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Glossary 
 

Acronyms and Some of the 
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BAW bulk acoustic wave 

BGS Brillouin gain spectrum 
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BSSA Brillouin selective sideband amplification 

BSSA-SG 
millimeter-wave signals generation using the Brillouin selective 
sideband amplification 

C1 and C2 FRR’s optical directional couplers 

CAD computer aided design 

COEO coupled optoelectronic oscillator 

DFWM degenerate four-wave mixing 

DL delay line 

DL-OEO delay line based OEO 

DPC direct propagating laser carrier 

DRO dielectric resonator based oscillator 

EDFA erbium doped fiber amplifier 

ESA electrical spectrum analyzer 

FBG fiber Brag grating 

FC/APC angled-polished optical fiber connector 

FM frequency modulation 

FOSO fiber-optic stabilized oscillator 

FRR fiber ring resonator 

FRR-PS fiber ring resonator including a phase-shifter 

FRR-SM fiber ring resonator including a Sagnac mirror 

FSM frequency-shifter modulator 

FSR free spectral range 

FWHM full-width at half-maximum 

FWM four-wave mixing 

GAWBS guided acoustic wave Brillouin scattering 

GPS global positioning system 

IFRR immunized fiber ring resonator 

IL insertion loss 

IPEF intra-cavity power enhancement factor 

LO local oscillator 

LSB modulation lower sideband 
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MLL mode-locked laser 

MMW millimeter-wave 

MZM Mach-Zehnder modulator 

NCR noise-to-carrier ratio 

OEO optoelectronic oscillator 

OSA optical spectrum analyzer 

PDH Pound-Drever-Hall laser stabilization loop 

PM Phase modulation 
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PS  phase shifter 
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optical fiber 

PZT piezoelectric actuator 

RIN relative intensity noise 

ROF RF over fiber 

RUT resonator under test 

SAO semiconductor optical amplifier 

SAW surface acoustic wave 

SBS stimulated Brillouin scattering 

SBST stimulated Brillouin scattering threshold 

SDD symbolically defined device 

Si BJT silicon bipolar junction transistor 

SiGe HBT silicon-germanium hetero-junction bipolar transistor 

SM Sagnac mirror 
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SRS stimulated Raman scattering 

SSA signal source analyzer 
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TE transverse electric mode 
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VNA vector network analyzer 
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WFN white frequency noise contribution 
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General Introduction 
 

 Pursuing accurate standards for time measurement has been an ongoing emerging investigation 

from the early days of mankind. To be able to do so, time seekers first started using the natural 

oscillators surrounding them: Earth and sun movements (e.g. Egyptian shadow clocks; 3500 year BC). 

However, no other natural oscillators have been able to provide such accurate frequency standards. 

Therefore it was an imperative to find artificial alternatives such as water clocks, sand clocks and candle 

clocks. The investigations have finally directed to the invention of mechanical clocks. One can especially 

mention the mechanical clock using the regular swing of a pendulum which has been discovered by 

Galileo in 1580 and first built by Christiaan Huygens in 1656. A time error less than 10 seconds per day 

has been achieved in later improved versions of this clock. 

 It is not until 1880 that Jacques and Pierre Curie have discovered the remarkable piezoelectric 

properties of crystalline quartz. The first quartz oscillator (clock) was built in 1927 at Bell Telephone 

Laboratories in Canada, with a time error less than 0.01 second per day1. Due to its accuracy, the 

National Bureau of Standards (NBS) (now NIST: National Institute of Standards and Technology) has 

based the time standard of the United States from late 1929 until the 1960s2 on a quartz oscillators’ 

network until it eventually changed to atomic clocks3. 

 Each chemical element in nature absorbs and emits electromagnetic radiations at particular 

resonant frequencies. These resonances are naturally stable over time and space. For example, an atom 

of hydrogen (or cesium) today is exactly the same one million years ago. The first atomic clock, invented 

in 1949, was using the absorption line of the ammonia molecule as a reference (resonant frequency at 

23.8701 GHz). This clock used a stable 100 kHz quartz oscillator that drove a frequency multiplier chain 

to develop the signal that probed the ammonia resonance. The development of the ammonia clock was 

simply the first step into the age of atomic standards. Most of the later atomic clocks were based on the 

spin property of cesium (9.192631770 GHz; used nowadays to define the “second”), hydrogen or 

rubidium atoms. 

 Atomic clocks are currently considered as the most accurate timekeeping devices. The cesium 

atomic clock, currently maintained by the NIST, is accurate to 30 billionths of a second per year. This 

time accuracy is crucial for numerous time-frequency applications. For example, in the global positioning 

system (GPS) that provides critical capabilities to military, civil and commercial users around the world, a 

delay by even one millisecond means an error in positioning by 300 kilometers! 

 All things considered, we can see that two types of frequency standards therefore exist: natural 

primary standards (astronomical, atomic…) that have exceptionally long-term stability, and secondary 

artificial standards (e.g. the human made crystal-based oscillators) that can achieve very high short-term 

                                                           
1 W. A. Marrison, “A high precision standard of frequency”, Proc. IRE, 17, 1103 (1929); also Bell System Tech. J. 8, 493 (1929). 
2 E.L. Hall, V.E. Heaton, E.G. Lapham, "The national primary standard of radio frequency", J. Res. Natl. Bur. Stand., Vol. 14, No. 2, p. 85, (1935). 
3 D.B. Sullivan, "Time and frequency measurement at NIST: the first 100 years," Frequency Control Symposium and PDA Exhibition, 2001. 
Proceedings of the 2001 IEEE International, vol., no., pp.4-17, (2001). 



General Introduction 

6 
 

stability (“high spectral purity” or “phase noise” terms are most frequently used) but an inferior long-

term stability compared to primary standards. It is for that reason that both standards have to be used 

together to fabricate atomic clocks providing extremely accurate frequency standards. 

 Unfortunately, until now, genuine high spectral purity microwave sources near cesium’s 

resonant frequency in the X band are even bulky or very complex. The high spectral purity is crucial 

principally if the atomic clock is intended to be used in space were electromagnetic immunity, weight 

and size do really count. The aim of using such a clock in space4 is principally to increase the interaction 

period between the probe signal and atoms and therefore to further increase the clock stability. 

 Usually, in earth based atomic clocks, the probe signal originates from an ultra-stable quartz 

oscillator multiplied to the desired frequency. This is due to the fact that the highest frequency achieved 

with quartz oscillators is only of few hundreds of MHz. However, this multiplication process results in the 

degradation of the oscillator stability by at least 20log (M), where M is the frequency multiplication 

factor. 

 Besides their use to fabricate atomic clocks and in time-frequency metrology, high spectral purity 

sources are widely used today for other numerous applications. We can especially mention the 

communications systems (e.g. satellites and the onboard signals distribution to different antenna arrays) 

and radars. Such systems need high spectral purity sources featuring both close-to-carrier and far-from-

carrier low phase noise levels. 

 Given the above reasons to tackle, this thesis investigates a new type of secondary frequency 

standards based on the one invented by researchers in 1994 at the NASA’s Jet Propulsion Laboratory: the 

optoelectronic oscillator. This oscillator is able to provide very high spectral purity signal and it also 

features a good electromagnetic immunity and relatively compact size and low weight.  

 This thesis is a part of a research joint venture between the French National Space Center (CNES) 

in Toulouse, Thales Research & Technology in Paris and three laboratories of the CNRS: LAAS-CNRS 

(Toulouse), ENSSAT-FOTON (Lannion) and FEMTO-ST (Besançon).This project seeks the development of a 

high spectral purity microwave source in the X band. The stability specifications of this source are as 

follows: 

- A close-to-carrier phase noise level lower than a multiplied quartz oscillator, for an eventual 

atomic clock application (the ultimate goal is to be as low as -68 dBc/Hz at 1 Hz offset 

frequency). 

- A far-from-carrier low phase noise level, for radars or communications systems’ applications. 

 The first chapter in this manuscript gives a brief review of the oscillator’s frequency stability 

definition and the noise processes that can occur in a classical microwave oscillator. The different state 

of the art microwave oscillators are then listed and discussed together with the commonly used and 

                                                           
4 Ch. Salomon, N. Dimarcq, M. Abgrall, A. Clairon, P. Laurent, P. Lemonde, G. Santarelli, P. Uhrich, L.G. Bernier, G. Busca, A. Jornod, P. Thomann, 
E. Samain, P. Wolf, F. Gonzalez, Ph. Guillemot, S. Leon, F. Nouel, Ch. Sirmain, S. Feltham, “Cold atoms in space and atomic clocks: ACES”, 
Comptes Rendus de l'Académie des Sciences - Series IV - Physics, Volume 2, Issue 9, Pages 1313-1330, (2001). 
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state of the art different optoelectronic oscillators. These different optoelectronic oscillators are listed 

and described with their phase noise performance each. Specific attention is finally given to the 

optoelectronic oscillator scheme we are using in our laboratory which is based on either an optical 

micro-resonator or on a fiber ring resonator. 

 The fiber ring resonator’s simplicity and the very high quality factors that can be achieved using 

this device have guided the concentrate of the second chapter. In Chapter II, the fiber ring resonator is 

extensively studied as well as its response which is modeled by different means, primarily using a 

microwave modeling software. This is done in order to get the highest quality factor and the best 

performance when the resonator is used as the frequency stability element in an optoelectronic 

oscillator setup. Furthermore, we have tried to model the overall oscillator system to understand the 

different noise contributions, especially those related to the noise processes in the resonator itself. 

The optoelectronic oscillator is a complex system in which the resonator quality factor is not the 

only parameter to optimize in order to get a good phase noise performance. In addition, the oscillator 

setup may involve many noise conversion processes that have to be evaluated and understood. For this 

reason, in the third chapter of this manuscript we present a fiber ring resonator optimization study 

based on the evaluation of the white frequency noise contribution to the oscillator phase noise. 

Moreover, the different noise conversion processes that are likely to occur inside the optoelectronic 

oscillator have been thoroughly studied. Particularly, we have probed the laser noise conversion 

processes with respect to the RF amplitude and phase noise through the resonator itself and through the 

photodiode nonlinearity. 

In optical fibers, many nonlinear optical phenomena can occur especially when high optical 

power levels are used. It has been found that nonlinear optical phenomena were the cause of an excess 

optical noise inside the optical resonator and therefore inside the oscillator setup. These findings have 

led us to deeply look into the nonlinear optical effects generated inside the fiber ring resonator, 

especially the stimulated Brillouin scattering and the stimulated Rayleigh scattering. In the fourth 

chapter of this manuscript, we first give a description about each of these nonlinear optical phenomena 

and their possible contributions to the noise in the optoelectronic oscillator. After the descriptions, we 

demonstrate how these nonlinear optical effects could be useful to generate high power and high 

spectral purity millimeter wave signals. We then present the different methods used in the literature to 

suppress these nonlinear optical effects in optical fibers and describe the suppression method we have 

chosen to be used in our optical resonator. Finally, an optimized and immunized fiber ring resonator has 

been fabricated and a significantly low oscillator’s phase noise level has been measured. 

 The thermal stability is also an important parameter to scale in the optoelectronic oscillator, as it 

could affect its frequency stability. In addition, the oscillator tunability is a main desired feature for time-

frequency and communications systems applications. The final chapter of this manuscript has been 

therefore dedicated to the study of these two characteristics of the oscillator. First, theoretical and 

experimental studies were made to determine precisely the oscillator thermal stability. Next, we have 

studied different techniques to make the optical resonator completely tunable. This has been found to 
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be possible using a specific structure based on the fiber ring resonator, which has been simulated, 

fabricated and experimentally tested. 
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 Generation of microwave sources using optics Chapter I

 Introduction I.1

 The first attempts of generating pure microwave signals using a photonic oscillator have been 

developed at the NASA’s Jet Propulsion Laboratory (JPL). In the early 1980’s, studies at JPL were focused 

on the distribution of a stable atomic clock reference signal over optical fibers towards multiple antenna 

sites located tens of kilometers apart. The aim was to benefit from optical fiber’s extremely low loss 

compared to a coaxial cable. Subsequent work in the field has led the researchers at the same laboratory 

to take advantage of the properties of optical components and fabricate a microwave oscillator based on 

microwave-photonics, the so-called optoelectronic oscillator. 

 In this chapter, after reviewing the oscillator frequency stability definition and the noise 

processes that occur in classical microwave oscillators, the different state of the art microwave 

oscillators are discussed and we further focus on the features of dielectric resonator based oscillators. 

 The second part of this chapter is dedicated to the description of the most common 

optoelectronic oscillator’s schemes, used to generate high spectral purity microwave signals. We start by 

describing the first demonstrated OEO based on a long optical fiber which was used as the delay 

element. After that, we list the other OEO schemes based on active and passive optical resonators. In 

particular, a specific attention is given to the one we use in our laboratory, which is based on either an 

optical micro-resonator or a fiber ring resonator. Finally, the different state of the art optoelectronic 

oscillators are listed with their noise performance for comparison. 
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 Microwave oscillators I.2

 Oscillators are devices that produce periodic waves whose amplitude, phase and frequency can 

be precisely controlled. Oscillators are an essential element in any system that receives or transmits a 

signal. They are widely used in communications systems, radars, satellites, sensors, time and frequency 

metrology, radio astronomy, signal processing and different other applications where an 

electromagnetic signal is generated, received or processed. 

 A classical feedback oscillator design includes an amplifier with its output fed back into its input 

through a selective filter and a phase control element (see Fig. I. 1 (a)). The amplifier guarantees a 

sufficient gain in the loop (above unity) while the phase element (a phase shifter) is used to obtain a 

constructive phase-match, and the selective filter will be the main responsible of the oscillator stability. 

 Of course, the generated signal will not be perfect because it will be affected by the different 

random noise instabilities generated inside the oscillator loop: amplitude, phase and frequency 

instabilities (see Fig. I. 1 (b)). This in-loop noise is directly linked to the noise generated by the active 

element (the amplifier) and the selectivity of the filtering element (its quality factor Q). 

 

Fig. I. 1. (a) Classical feedback oscillator design and (b) generated sinusoidal signal affected by the different 
instabilities in the oscillator loop 

 As shown in Fig. I. 1 (b), a frequency instability results from fluctuations in the period of 

oscillation, fluctuations in the phase result in instability of the zero crossing and finally, fluctuations in 

the peak value of the signal result in amplitude instability. 

 Frequency stability I.2.1

 To evaluate the “ideality” of the signal generated by the oscillator and therefore the oscillator 

stability, two terms have to be measured: its short term stability, which is usually known as the phase 

noise or spectral purity (well described in [1]), and its long term stability versus time, which is the degree 

of uniformity of the oscillator frequency over time and is limited by the aging of the oscillator elements. 

Finally, it is the short term stability which will be used and evaluated all along our work in this thesis. 
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 Phase noise and signal’s short term stability  I.2.1.a

 The phase noise describes the short term stability of a frequency source [1]. It is therefore an 

important parameter to scale in order to evaluate the quality of this source. In a feedback oscillator, the 

phase fluctuations of the amplifier are directly converted into frequency fluctuations through the 

oscillator nonlinearity [2]. 

 Mathematically, a perfectly sinusoidal signal is written as: 

  ( )       (       ) (Eq. I.  1) 

where    is the nominal peak voltage amplitude of the signal and      is the nominal frequency. 

 In reality, the microwave signal generated by the oscillator is affected by many random 

perturbations (Fig. I. 1). Therefore, the instantaneous output voltage of an oscillator can be expressed as: 

     ( )  (      ( ))    (          ( )) (Eq. I.  2) 

where    ( ) and   ( ) are time dependent random signals representing the deviation from the 

nominal amplitude and deviation from the nominal phase respectively (amplitude instability is not 

usually considered in most of microwave domain applications). 

 In the frequency domain, Fig. I. 2 (a) and Fig. I. 2 (b) respectively illustrate the power spectrums 

of a pure and a real signal. In addition, Fig. I. 2 (c) illustrates the typical phase fluctuations spectrum    ̅̅ ̅̅ ̅ 

(phase noise spectrum) of a real signal expressed in (rad²/Hz) versus the offset frequency (  ) from the 

carrier. 

 

Fig. I. 2. Power spectrum of: (a) perfect signal and (b) real signal generated by an oscillator. (c) Illustration of a 
typical phase noise spectrum of a real signal 

 This phase noise has two origins: noise components of known sources (electrical ~ 50 Hz, 

mechanical, acoustic…) that can be identified in a phase noise spectrum as noise peaks (called spurious 

peaks) and noise generated by multiple random fluctuations inside the oscillation loop. Some causes of 
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these fluctuations are: thermal noise, white noise, flicker noise (characterized by its 1/f noise slope) and 

high frequency noise. 

 The oscillator phase instability can be characterized by the spectral density of phase fluctuations, 

     
(  ), given by: 

      
(  )  

   ̅̅ ̅̅ ̅

  
                          (Eq. I.  3) 

where BW (in Hz) is the measurement system bandwidth. 

 This definition includes fluctuations from both upper and lower sidebands of the carrier and it is 

this quantity that is generally measured in frequency metrology. However, another quantity has been 

designated as the standard measure of phase instability in the frequency domain. It is defined as the 

ratio of the power in one sideband due to phase modulation by noise (in one Hz bandwidth) to the total 

signal power (carrier plus sidebands) [1] (see Fig. I. 2 (b)). This quantity is called the single sideband (SSB) 

phase noise. It is expressed in decibels (dBc/Hz) and linked to      
(  ) by: 

     (  )       
(  )                              (Eq. I.  4) 

 Moreover, the spectral density of phase fluctuations      
(  ) is linked to the spectral density of 

frequency fluctuations,      
(  ) expressed in (Hz²/Hz), by the following relation: 

      
(  )  

     
(  )

  
                                                (Eq. I.  5) 

 Finally, it is mainly     (  ) and      
(  ) which are usually used in frequency metrology to 

specify the phase noise or the short term stability of frequency standards. 

 Noise in microwave oscillators I.2.2

  Noise evaluation and conversion processes identification I.2.2.a

 The frequency fluctuations in a classical microwave oscillator are of various origins. We can 

particularly mention the phase fluctuations caused by the active element in the oscillator (the RF 

amplifier), the flicker noise of the resonator and the phase noise of the phase control element (e.g. 

phase shifter). In addition to these contributors, we can also add the mechanical vibrations, the thermal 

fluctuations and also the electrical network contribution (50Hz). It is therefore difficult to take into 

account all these noise contributions to model the oscillator’s noise behavior. Despite that, a simple and 

well-known model has been proposed by D.B. Leeson [2] to describe the phase noise behavior in a 

classical feedback oscillator. 
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 This model is based on the idea that the frequency instability of an oscillator can be estimated 

from the phase instability of the active element in the loop (the amplifier) (   ̅̅ ̅̅ ̅
   ; representing the 

spectral density of phase fluctuations) while assuming the amplitude instability insignificant. This 

conversion process has been expressed as follows: 

    ̅̅ ̅̅ ̅
    (

  

  
)
 

   ̅̅ ̅̅ ̅
    (Eq. I.  6) 

 In (Eq. I.  6),    ̅̅ ̅̅ ̅
    represents the spectral density of the oscillator’s frequency fluctuations (in 

Hz²/Hz) and    ̅̅ ̅̅ ̅
    the spectral density of the amplifier’s phase fluctuations (in rad²/Hz); (see Fig. I. 1 

(a)). Finally, (
  

  
) is the stability coefficient that can be computed from the loaded quality factor    of 

the resonator (the     term will be used instead of    in this manuscript for more clarity): 

 
  

  
  

    

    
 (Eq. I.  7) 

where      is the oscillation frequency. 

 As illustrated in Fig. I. 3 (a), the quality factor of a resonator can be mathematically defined as 

the ratio of the resonant frequency (    ) to the resonant mode’s full width at half maximum (    ): 

   
    

    
 (Eq. I.  8) 

 Moreover, this quality factor can be directly calculated from the phase slope transition at the 

resonance, as demonstrated by (Eq. I.  7) and illustrated in Fig. I. 3 (b). The phase slope steepness is 

crucial for the oscillator stability and it reflects a high quality factor of the resonator.  
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Fig. I. 3. Typical amplitude and phase responses of a resonator at a resonant frequency      

 The relation (Eq. I.  6) clearly shows the main noise conversion process in an oscillator: the 

amplifier’s phase noise fluctuations are converted into oscillator’s frequency fluctuations through the 

oscillation loop condition. Using equations (Eq. I.  4) - (Eq. I.  7), the oscillator’s SSB phase noise can be 

finally expressed as follows: 

     (  )       (
    

 √      
)        (   ̅̅ ̅̅ ̅

   )                         (Eq. I.  9) 

 This relation clearly explains the conversion of the amplifier flicker noise (with a -10 dB/dec 

slope) into oscillator phase noise with a -30 dB/dec noise slope. 

 Other than this noise conversion description, Lesson has proposed a complete noise model of 

the amplifier and therefore of the oscillator. The model included a description of both additive and 

multiplicative noise conversion processes in an oscillator. His assumptions are illustrated in Fig. I. 4 and 

are as follows: 

- An additive far-from-carrier white noise floor, originating from thermal noise, governed by the 

amplifier’s noise figure 

- A multiplicative close-to-carrier flicker noise. 

 These two noise types are separated by a cutoff frequency     
. These assumptions are well 

explained in the thesis of G. Cibiel [3] where a detailed study has been made on microwave amplifiers’ 

noise origins. 

 The illustration in Fig. I. 4 points out the fact that the flicker noise is mainly a conversion process 

noise and is related to the amplifier’s low frequency noise. On the other hand, the white phase noise 

originates either from a conversion process or from an additive noise process. The phase fluctuations are 

converted into frequency fluctuations inside the resonator’s 3 dB bandwidth: 
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 (Eq. I.  10) 

 From (Eq. I.  10), we can see that when     increases, the close-to-carrier phase noise decreases 

as the cutoff frequency of the loop filter,     , decreases (see the illustration in Fig. I. 5) 

 

Fig. I. 4. Typical phase noise spectrum of an oscillator, following Leeson’s assumptions. The oscillator phase noise 
originates from the amplifier phase noise, through different processes: conversion of the amplifier low-frequency 

noise (in red) and addition of the amplifier high-frequency noise (in blue) 
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Fig. I. 5. Illustration of the theoretical evolution of the oscillator close-to-carrier phase noise as a function of Q 

 Until this day, Leeson’s noise model still of great interest for scientists in the microwave 

oscillators field. Moreover, it held great interest for us in simulating the noise behavior of the 

optoelectronic oscillator (OEO). However, as we will see later, the OEO case is much more complex. 

Actually, the noise in these systems does not only originate from the microwave amplifier but also from 

different other optical, microwave and low-frequency active and even passive elements used inside the 

oscillation loop. 

 Noise characterization of microwave components  I.2.2.b

 To study the phase noise characteristics of microwave components in open-loop configuration, 

we have used the residual phase noise measurement method well described in [3] and [4]. The 

measurement bench is depicted in Fig. I. 6. The method is based on phase detection and it takes 

advantage of the cross-correlation technique to reach very low noise levels (a noise floor as low as −180 

dBc/Hz at 10 kHz offset frequency can be obtained at 3.5 GHz). It allows residual phase noise 

characterization in the microwave range (1 to 18 GHz) of transistors and other devices such as amplifiers, 

mixers, frequency dividers and multipliers. Furthermore, this measurement bench has been also used to 

estimate the residual phase noise of an optical amplifier (as we will see later). 
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Fig. I. 6. From [4]: Residual phase noise measurement bench (phase detection from 1 to 18 GHz; low frequency 
observation band from 1 Hz to 100 kHz). 

 Finally, once in the oscillator loop, the measured components’ residual phase noise can be 

introduced in the aforementioned oscillator model following Leeson’s approach, taking into account the 

resonator’s loaded quality factor at the oscillation frequency     . 

 State of the art microwave oscillators I.2.3

 From Leeson’s relation given in (Eq. I.  9), it is very clear that the oscillator phase noise inside the 

resonator bandwidth is inversely proportional to the resonator’s loaded quality factor. Therefore, the 

use of a resonator featuring a high quality factor is essential to get a low phase noise oscillator. On the 

other hand, it turned out not to be the only parameter that influences the oscillator phase noise because 

the insertion loss of the resonator has also to be considered. This has been already stated in [5] and, as 

we will see later, it is also the case in our OEOs. 

 In the microwave domain, different types of resonators can be found. The commonly used 

resonators are: LC resonators, micro strip based resonators, coaxial resonators, yttrium iron garnet (YIG) 

(tunable) resonators, surface acoustic wave (SAW) and bulk acoustic wave (BAW) resonators, metallic 

cavities resonators and ceramic or crystalline dielectric resonators… The schematic in Fig. I. 7 presents 

these different resonators with their loaded quality factors’ values and the oscillators in which they are 

used, along with their phase noise performance scale.  
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Fig. I. 7. Different microwave resonators with their loaded quality factors’ values and the oscillators in which they 
are used. MMIC: monolithic microwave integrated circuit; VCO: voltage controlled oscillator; VC-DRO voltage 

controlled dielectric resonator oscillator; WGM: whispering gallery mode. 

 Dielectric resonator based oscillators (DROs) I.2.3.a

 Among the resonators presented in the above section, we can notice that the most interesting 

results in terms of quality factor and oscillator phase noise are obtained when dielectric resonators are 

used. These resonators allow reaching a relatively high   in a small volume, which makes them very 

efficient to design microwave filters and oscillators [6]. Nevertheless, the product of        is almost 

always constant when using these resonators, which means that their quality factors degrade when the 

application frequency increases. These resonators are of two types: ceramic and sapphire resonators. In 

the last case, they are generally operated using a whispering gallery mode (WGM). 

 Ceramic resonators I.2.3.a.i

 These resonators are fabricated from ceramic based materials that present large dielectric 

constants and low dissipation factors. Moreover, different materials can be mixed in the ceramic in order 

to reach a very low temperature coefficient for the resonator. Such resonators are often used to provide 

the frequency reference in microwave oscillators because of the high quality factor values that they can 

achieve (unloaded     above 1x104 at 10 GHz), adding the fact that they can be used in hybrid 

integrated circuits without giving too much care for the shielding. 

 However, the shielding is always necessary, even for ceramic resonators. A resonator in free 

space features a very low   factor because of radiation losses. The circuit must be held in a metallic 

housing, with low loss metal above and under the resonator. 
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 Sapphire WGM resonators I.2.3.a.ii

 These structures are usually cylindrical in shape and are made of a single piece of sapphire 

crystal. Even not very stable in temperature, the sapphire features the lowest dielectric loss among all 

other materials in the microwave domain. It can therefore achieve very high quality factors (best 

unloaded    are close to 2x105 in the X band). 

 The main drawback of sapphire lies in its relatively low dielectric constant, and also in the 

anisotropy of this constant, which limits the choice in resonator’s modes and geometry. In order to 

achieve good energy storage in the resonator, high order modes must be used, such as whispering 

gallery modes, and a high quality metallic housing for the resonator must be designed. 

 All this makes the resonator quite bulky and the use of WGM modes often require a specific 

system to isolate one mode in the oscillator [3]. Finally, the quality factor of this resonator can be 

extremely increased if the resonator is used at cryogenic temperatures (    above 1x109 at 10 GHz) [7]. 

 State of the art microwave oscillators – noise results comparison I.2.4

 The sketch below gives some of the best (to our knowledge) phase noise results obtained, at  

10 kHz offset frequency, using microwave oscillators when the above mentioned microwave resonators 

are used, particularly quartz piezoelectric resonators and ceramic and sapphire WGM dielectric 

resonators. 

 

Fig. I. 8. Best (to our knowledge) phase noise results obtained, at 10 kHz offset frequency, using microwave 
oscillators. The RF quartz oscillators’ results are shown for comparison and the performance that can be obtained at 
microwaves by multiplying these quartz sources is shown by the dashed lines (assuming that no additive 
multiplication noise is added). OCXO: oven controlled quartz oscillator; VCXO: voltage controlled quartz oscillator; 
SiGe HBT: silicon-germanium hetero-junction bipolar transistor; Si BJT: silicon bipolar junction transistor 

 The phase noise results presented in Fig. I. 8 initially show that quartz oscillators phase noise 

increases when the frequency is multiplied [8][9][10][11]. Moreover, Fig. I. 8 shows that the results 
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obtained in [12] for the same ceramic DRO are slightly different if different amplifiers were used in the 

oscillator loop (silicon-germanium hetero-junction bipolar transistor (SiGe HBT) or silicon bipolar junction 

transistor (Si BJT)). 

 Finally, in the X band, only the sapphire WGM based DRO’s are capable of giving ultra-low phase 

noise levels [14], especially when the oscillator frequency is stabilized using a frequency discriminator 

with carrier rejection technique [15][16]. Of course, this kind of stabilization technique is very complex 

and needs a careful and precise control. Therefore it is mainly a laboratory frequency reference not 

suitable to be used in an embedded system. 

 Optoelectronic oscillators (OEOs) I.3
 As we have already seen, the quality factors of electronic resonators degrade when the 

application frequency increases. As a direct consequence, the spectral purity of the oscillators based on 

these resonators deteriorates. Therefore, achieving ultrahigh spectral purity in compact oscillators is 

linked to the investigations on new high quality factor resonators (or delay mediums) having the lowest 

dissipation factors. 

 The first demonstration of a microwave oscillator using optics was at the NASA’s jet propulsion 

laboratory JPL, and it was published in 1991 by R. Logan et al. [17]. The system was simply based on a 

microwave oscillator with its frequency stabilized using a fiber-optic discriminator. It was called a fiber-

optic stabilized oscillator (FOSO). The system performances were improved in a later version by 

employing a mode-locked laser diode in the oscillator scheme [18]. It is not until 1994 that the first 

architecture of the well-known OEO has been published by X. Yao et al. [19]. This architecture has been 

detailed later in many other communications, especially in [20] and [21]. 

 Principle of delay line based OEO I.3.1

 The block diagram of a generic OEO is illustrated in Fig. I. 9. In this setup [22], light from a laser is 

modulated and passed through a long optical fiber before reaching the photodiode as in a classical 

optical link. Simultaneously, the output of the photodiode is amplified, filtered, adjusted for phase and 

then fed back to the modulator. This feedback loop can generate self-sustained oscillation if its overall 

gain is larger than the loss and the circulating waves can be combined in phase. This OEO architecture is 

quite flexible and can be configured in a variety of ways using different optical and electrical 

components, eventually different delay elements (e.g. optical resonators). 
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Fig. I. 9. From [22]: Block diagram of a generic OEO 

 The basic idea of this OEO is as follows: in a microwave oscillator, the microwave resonator can 

be simply replaced by a delay line (DL). Instead of using a microwave coaxial cable as a delay line, which 

is not a very efficient method, we can benefit from long optical fibers (few km-long) with extremely low 

transmission loss (0.2 dB/km in single mode fibers) to introduce a considerable delay (  = several tens of 

microseconds) to the propagating microwaves carried by an optical wave. As a result, a very steep phase-

to-frequency slope, proportional to this delay, can be obtained and is therefore equivalent to a high 

loaded quality factor (see (Eq. I.  7)). This steep phase-to-frequency slope can considerably improve the 

oscillator stability. 

 In the delay line based OEO (DL-OEO), the relation between the delay of the propagating signal 

and the phase-to-frequency slope is given by: 

 
  

  
     (Eq. I.  11) 

 Using (Eq. I.  7) and (Eq. I.  11), the equivalent loaded quality factor can be written as follows: 

           (Eq. I.  12) 

 From (Eq. I.  12), we can see that     is directly proportional to    , which is not the case of 

microwave resonators. For example, if a 10 GHz frequency is used with an optical DL of 2 km (which adds 

about 10 microseconds delay to the travelling wave) the equivalent quality factor will be equal to 

3.15x105. However, if     is increased to 20 GHz, the equivalent quality factor will increase to 6.3x105.  

 Consequently, quality factors above 106 can be attained either by using a higher application 

frequency or by using a longer optical DL, and the spectral purity of the OEO can be therefore enhanced. 

Moreover, X. Yao et al. [23] have stated that, theoretically, a phase noise level below -140 dBc/Hz at 10 

kHz offset frequency can be obtained for an OEO working at a 75 GHz frequency. 
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 On the other hand, when the DL length increases, the system becomes bulky and dispersion 

effects appear with many other nonlinear optical effects generated in the fiber (as we will see later in 

chapters III and IV). Besides that, we have to add the difficulty in thermally stabilizing such a long fiber 

loop (knowing the negative effects of thermal instabilities on the phase noise of a transmitted signal over 

an optical fiber; [24]) and the spurious modes that appear in the oscillator’s phase noise spectrum and 

that become very numerous as the DL length increases. One example of the phase noise spectrum 

obtained in a 4.4km-long DL-OEO is presented in Fig. I. 10 where we can see the numerous spurious 

modes that appear in the spectrum. 

 These spurious modes are highly undesirable for some applications (such as radars). They are 

caused by the propagation of the waves multiple times inside the OEO loop. The spacing between them, 

called free spectral range (   ), is related to the loop trip time: 

     
 

   
 (Eq. I.  13) 

where   is the speed of light in free space (  ~ 3.108 m/s),   is the fiber refractive index and   is the fiber 

length. 

 

Fig. I. 10. From [27] : SSB phase noise of a single loop 4.4 km-long 10 GHz DL-OEO. The spurious modes clearly 
appears in the phase noise spectrum with a noise power level of -61 dBc for the first spur at 45 kHz offset 

 Therefore, from (Eq. I.  13), using a 10 km-long DL means that the first spurious mode will appear 

as close as 20 kHz to the carrier. In that case, the bandwidth of the RF filter used in the OEO loop will not 

be narrow enough to filter this undesirable noise peak. This could lead to mode hopping in the oscillation 

frequency of the OEO. 

 For these reasons, many other OEO architectures have been proposed to suppress or reduce the 

spurious modes. One elegant solution is to perform the filtering of these modes directly in the optical 

domain [25][26][27][28] using a system involving several DLs (two at least). In these schemes (see Fig. I. 

11 (a)), detailed in [27], the longer DL sets the loaded quality factor of the oscillator and the shorter one 
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allows the recombination in phase of only one chosen mode of the longer DL, consequently the other 

modes are suppressed (see Fig. I. 11 (b)). 

 

Fig. I. 11. From [27] : (a) Dual optical loop OEO configuration and (b) the SSB phase noise of 10 GHz signal generated 
by a dual optical loop OEO (8.4 + 2.2 km DLs) were spurious modes are clearly suppressed 

 Besides this method, another method based on dual injection-locked optoelectronic oscillators 

has demonstrated a good reduction in spurious modes in the phase noise spectrum [29]. After all, and 

despite their efficiency, both methods need bulky and complex configurations to be used. 

 On the other hand, and aside from their undesirable effects, spurious have appealing aspects. 

Because they are very close to each other, the simple use of a narrow-bandwidth tunable microwave 

filter in the RF loop of the OEO (such as a YIG filter) can result in a wideband tuning of the oscillation 

frequency (hopping from a mode to another) with a tuning step equal to the     of the DL we are using. 

This can be achieved without any change in the oscillator phase noise performance. Such a tunable OEO 

architecture has been demonstrated in [30]. 

 Finally, it is noteworthy to point out that in contrast with microwave oscillators, where the phase 

noise mainly results from a conversion noise of the only active element in the loop (the microwave 

amplifier), the noise in the OEO depends (in addition to the microwave amplifier noise) on different 

other noise contributions from different passive and active elements in the OEO loop: the laser relative 

intensity noise (   ), the laser frequency noise, the photon shot noise, the thermal noise, the 

interferometry noise, the noise generated by the nonlinear optical effects in the fiber, the fiber 

dispersion noise and many other noise contributions depending on the OEO architecture we are using. 

 If the microwave amplifier used in the OEO is carefully selected (having a low residual phase 

noise level), the far-from-carrier OEO phase noise level will be determined by the optical noise-to-carrier 

ratio (   ). This     is mainly related to the laser     and to the photodiode shot noise. On the other 

hand, the close-to-carrier phase noise will be mainly linked to the loaded quality factor, and hence, to 

the DL length (as already illustrated in Fig. I. 5). 

(a) (b)
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 Principle of active cavity based coupled OEO (COEO) I.3.2

 In 1997, a novel and elegant architecture of the OEO has been demonstrated by the same team 

at the JPL [31], (see Fig. I. 12 (a)). In this architecture, the optical carrier is not provided by a laser 

independent from the rest of the system but it is generated by a fiber ring loop including a 

semiconductor optical amplifier (SAO), with its gain directly modulated (active ring resonator). 

Accordingly, the laser and the microwave oscillator were both benefiting from the same high optical 

quality factor (    ): the laser is no longer a single-mode laser but a multimode mode-locked fiber laser 

(MLL) and the beat-note of its optical modes is used for microwave oscillation in the RF loop. It is 

therefore a system including two coupled oscillators, an optical oscillator and a microwave oscillator. 

Because of this, it was called the COEO, which stands for “coupled optoelectronic oscillator”. 

 In addition to this, the COEO configuration acts like a double-loop OEO, therefore spurious 

modes are automatically suppressed, except that here the second loop is a pure optical cavity and an 

integral part of the fiber laser. 

 The generated frequency in the first version of this COEO was limited to a few hundreds of MHz 

because of the use of a direct modulated SOA [31]. The solution to this has been reported in another 

improved version of the COEO [32] (see Fig. I. 12 (b)), where a fast amplitude modulator has been used 

inside the optical loop instead of a direct modulation of the SOA gain. However, the phase noise results 

were not really improved until 2005, where a phase noise level of -140 dBc/Hz at 10 kHz offset frequency 

from the carrier has been obtained using a 330m-long active cavity based COEO [33] (currently 

commercialized by OEwaves) (see Fig. I. 13). 

 Finally, authors in [33] [34] have also predicted through a theoretical model of their system, an 

enhancement in the active cavity quality factor due to the positive feedback in the optical loop.  Besides 

this important step in OEO design, the path towards integration has been opened with the introduction 

of optical resonators in the OEOs, especially optical micro-resonators. 
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Fig. I. 12. (a) from [31]: first COEO architecture with the principle of operation and (b) From [33]: COEO improved 
architecture using a modulator inside the optical loop (eventually, a passive resonator can be used to increase 
optical modes selectivity) 

 

Fig. I. 13. From [33] : Phase noise of a 10GHz signal generated by a 330m-long active cavity based COEO 

 Principle of passive cavity based OEO I.3.3

 Despite the remarkable low phase noise results obtained with DL-OEOs, these systems remain 

bulky, their thermal stabilization is difficult and they produce spurious modes that need complex 

configurations to be reduced. Because of all these discouraging factors, an alternative solution is the use 

of optical resonators, featuring ultra-high optical quality factors (     above 1010 or even 1011). These 

ultra-high      allows large optical delay values (ranging from nanosecond to tens of milliseconds) and 

relatively low dimensions due to the resonant effect. 
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 Using these optical resonators, the equivalent microwave quality factor is linked to the optical 

quality factor by the following relation [35]: 

          
   

    
 (Eq. I.  14) 

where      is the optical frequency (    ~193 THz). 

 We can see that as in the optical delay line case, the equivalent     of an optical resonator is 

directly proportional to    . On the other hand, and in contrast with the optical delay line, which allows 

all optical frequencies in an open-loop configuration, an optical resonator act simultaneously as a delay 

element and an optical filter. It filters the microwave signals carried as modulation sidebands on an 

optical carrier (see the illustration in Fig. I. 14). The filtered microwave signals are then recovered in the 

microwave domain by means of a fast photodiode. 

 Indeed, the optical resonator generates an optical frequency comb with a mode spacing that 

depends on the resonator’s size. This mode spacing or free spectral range (   ) has the same definition 

as for the delay line. However, in the resonators’ case, it has much higher values that range from a few 

tens of MHz (in few meters-long fibered resonators) to a few GHz (in micro-resonators; few millimeters 

in diameter). The beat-note of the optical signals passing through (and filtered by) this resonator can be 

therefore used in an OEO loop where the resonator is also considered as the frequency stability element 

due to the high optical delay it provides (high     ). 

 The OEO based on a passive resonator has the same principle of the DL-OEO. However, the 

difficulty here is the coupling of the laser light-wave into the resonator (especially when using micro-

resonators). In addition, the laser wavelength must be stabilized onto one of the resonator’s optical 

modes to be able to use the other modes of the resonator (see the illustration in Fig. I. 14). This can be 

achieved in several ways. We can particularly mention the laser optical injection lock technique and the 

Pound-Drever-Hall (PDH) laser stabilization technique [36]. The PDH technique has been chosen for our 

experiments made on the different types of optical resonators. It has been implemented during the 

thesis of P.H. Merrer [37] and we have tried to improve the experimental system since then. The PDH 

experimental setup we are using is briefly described in the next section. 
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Fig. I. 14. Illustration of the microwave filtering using an optical frequency comb generated by an optical resonator 

 Pound-Drever-Hall (PDH) laser stabilization technique I.3.3.a

 The Pound-Drever-Hall laser stabilization technique, invented by Ron Drever [36], was originally 

used to stabilize the frequency of a laser by locking it onto a Fabry-Perot reference cavity. It is based on 

using the phase information (instead of the amplitude information) of a laser signal passing through the 

resonator. In the following, a brief description of our experimental setup using the PDH technique is 

given (shown in Fig. I. 15). More details on this technique can be found in [38]. 

 

Fig. I. 15. PDH laser stabilization loop. EOM: electro-optic modulator; PID: proportional–integral–derivative 
controller. 

 In Fig. I. 15 setup, the laser carrier at 1.55 µm (from a tunable Koheras laser having a linewidth of 

1 kHz) is phase modulated with a large modulation index at a RF frequency (  , from a signal generator) 

by means of an electro-optic modulator (EOM). The beam passes through the optical resonator, then the 

transmitted beam is sent to the same photodiode used in the oscillation loop (see the latter two 

sections). The amplitude of the photodiode’s output voltage at    depends on the detuning between the 
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laser frequency and the optical resonance. This voltage signal passes through a low-pass filter to reduce 

its noise and eliminate unwanted higher modulation harmonics. It is then amplified and sent to an 

electrical mixer to be mixed with a fraction of the RF signal (  ) used to drive the modulator. The mixer’s 

output represents an error signal proportional to the frequency detuning between the laser and the 

optical resonance. This error signal is then sent to a proportional–integral–derivative controller (PID) in 

order to drive the laser’s piezoelectric actuator (PZT) and adjust its wavelength. Finally, as soon as the 

laser is locked onto the optical resonance, it is possible to use the system for microwave applications. 

 A noteworthy remark, found through our experimental studies, points to the imperativeness of 

accurately adjusting the PDH loop parameters. This is due to the sensitivity of the OEO phase noise to 

the PDH loop settings because the OEO phase noise can be severely affected through laser noise 

conversion processes via the resonator (as we will see in chapter III). 

 Moreover, the PDH loop bandwidth seems to be a very critical parameter because if it is reduced 

(especially the PID input and output filters), it can considerably degrade the OEO phase noise 

performance (as we will see later in chapter IV). 

 OEO experimental setup I.3.3.b

 The experimental setup of our 10 GHz OEO based on passive resonator is presented in Fig. I. 16. 

It includes the Koheras laser, a Mach-Zehnder modulator (MZM; 20 Gb/s EOspace) to modulate the laser 

carrier, an optical resonator, eventually an optical fibered EDFA amplifier and a fast photodiode 

(Discovery DCS30S). 

 The laser frequency is first stabilized onto one of the optical resonances using the 

aforementioned low frequency PDH feedback loop. The microwave oscillation is then maintained by 

another high frequency loop including two RF amplifiers, a phase shifter and (eventually) a RF filter in 

order to get a single mode oscillation (the RF filter is useless in case of micro-resonators because of the 

large      they can provide). 

 

Fig. I. 16. Optical resonator based 10 GHz optoelectronic oscillator 

 Finally, like the DL-OEO, this OEO is capable of generating high spectral purity signals that can be 

locally used from the OEO’s RF output, or directly distributed via long distance and low loss optical links, 

using the OEO’s optical output. 
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 OEO based on whispering gallery mode (WGM) resonator  I.3.3.c

 The first alternative approach using optical resonators is to replace the optical delay line in the 

OEO by a whispering gallery mode (WGM) optical resonator (WGMR) [39]. By definition, optical 

whispering gallery modes, similarly to microwave WGMs, are electromagnetic resonances that occur in 

circularly symmetric dielectrics that trap light in a circling orbit via total internal reflection inside the 

resonator. They can be produced in variety of shapes as well as encompassing small sizes (from few 

millimeters to few micrometers) because of the small wavelength of the optical signal. Consequently, a 

microwave signal carried by an optical carrier, like in generic OEO case, can be trapped into a resonator 

where its size is much smaller than the wavelength of the microwave signal. The basics of WGM 

resonators and their different applications have been thoroughly studied in [40] [41] [42]. 

 The WGMRs can be fabricated from a variety of materials using different fabrication processes. 

These resonators can be especially fabricated using crystalline materials, such as calcium fluoride (CaF2) 

to get high    [43], lithium niobate (LiNbO3) or lithium tantalate (LiTaO3) for tunable WGMRs [39], fused 

silica and many other materials. 

 These three-dimensional shape devices are spheres, torus or disks, in which the optical wave 

circulates close to the equator line. They present ultra-high      with demonstrated values ranging from 

108 to 1011 at 1.55 µm optical carrier [44]. In our experiments we used a disk-shaped WGMR based on 

calcium fluoride (CaF2) with a diameter of about 5.5 mm (see Fig. I. 17 (a)). 

 

Fig. I. 17. (a) 5.5 mm whispering gallery mode CaF2 disk-shaped resonator fixed on a metallic rod; (b) illustration 
and (c) experimental setup of the symmetrical dual-coupling system with tapered fibers coupled to the CaF2 disk 

 As mentioned before, the main problem in using these resonators is the mechanical difficulty in 

setting up a reliable coupling with a light source. Moreover, and in addition to the generated 

fundamental frequency comb (equatorial mode), multiple optical frequency combs are generated by 

these resonators for both transverse electric (TE) and transverse magnetic (TM) modes. The use of an all-

fiber polarization controller before the WGMR is therefore imperative so to be able to select TE or TM 

modes’ frequency combs. 

 WGM resonator coupling technique I.3.3.c.i

 Several coupling techniques have been investigated in our laboratory in order to obtain a 

selective and efficient coupling of the light into the WGMR. The oldest method and common technique 
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that is usually reported in the literature is the prism coupling configuration [45]. This approach can be 

simplified using an angle polished optical fiber [46]. In our case, we have chosen an alternative method 

that enables highly efficient optical power transfer to the WGMs in a symmetrical dual-coupling 

configuration with tapered optical fibers [47] [48]. 

 Actually, tapered optical fibers meet the key requirements for a good performance and easy 

coupling: a complete phase-matching and a sufficient overlap between the evanescent electromagnetic 

fields. The first condition is satisfied by matching the fiber taper propagation constant to the WGM’s 

propagation constant, while the overall coupling strength varies exponentially in function of the air gap 

between the resonator and the fiber taper. 

 In practice, these coupling conditions can be optimized by varying the position of the resonator 

along the bi-conical shape of the fiber taper (having a variable waist diameter all along its length) and by 

controlling the air gap distance (see Fig. I. 17 (b)). The minimum taper diameter in our work was typically 

less than 1 μm with less than 1 dB transmission loss. They were made by heating a single-mode silica 

fiber (typically SMF-28) with a torch and slowly pulling the fiber. Accordingly, phase-matching between 

the WGMR and the fiber taper is possible because CaF2 and silica have each similar refractive index at  

1.55 µm wavelength. 

 Finally, to be able to achieve the delicate adjustment of the fiber taper and the WGMR, and 

therefore get an efficient dual-coupling, a dedicated measurement bench has been used. It consists of 

two triple-axis piezoelectric nanometric holders to accurately place the two fiber tapers symmetrically 

with respect to the optical WGMR. The experimental setup of the coupling system is shown in (see Fig. I. 

17 (c)). As a result, two nearly identical taper couplers were placed tangentially at the opposite sides of 

the disk-shaped WGMR, one serves as the input coupler and the other as the output coupler. 

 OEO based on a CaF2 WGM resonator I.3.3.c.ii

 As soon as the laser is locked onto an optical resonance (of the fundamental frequency comb) of 

the CaF2 WGMR, using the PDH stabilization loop, the WGMR has been characterized in the microwave 

domain. We used an experimental setup comparable to the OEO configuration in Fig. I. 16 but in an 

open-loop configuration including an accurate vector network analyzer. This microwave domain 

characterization bench is fully described in the next chapter. 

 Using this experimental setup, we have been able to accurately measure the WGMR absorption 

and transmission transfer functions, and the different frequency combs are clearly visible in the results 

depicted in Fig. I. 18 (a) (absorption transfer function). These measurements give a 12.481 GHz     (for 

the fundamental frequency comb) and a      of 8.4x107. 

 Once used in the OEO setup, the microwave oscillation frequency was defined by the     of the 

WGMR (    = 12.45 GHz for the fundamental frequency comb). We were able to measure a  

-94 dBc/Hz phase noise level at 10 kHz offset frequency from the carrier. The noise peaks above 10 kHz 

offset frequency are likely due to some mechanical perturbations in the optical coupling between the 

fiber taper and the WGMR. 
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Fig. I. 18. CaF2 disk WGMR: (a) absorption transfer function, (b) a focus on the fundamental comb’s resonance in the 
transmission transfer function (which gives a      f 8.4x10

7
 at 1.55 µm optical carrier) and (c) phase noise results 

when the CaF2 disk WGMR is used in an OEO setup (-94 dBc/Hz at 10 kHz offset frequency) 

 Aside from that, it is clear that this OEO phase noise spectrum includes an important     noise 

contribution caused by the RF amplifier we were using the OEO loop. Further improvement of this 

WGMR based oscillator’s stability can be obtained by understanding and reducing this noise contribution 

(use of an RF amplifier with a low residual phase noise) and especially by increasing the      factor of 

the WGMR. 

 OEO based on fiber ring resonator I.3.3.d

 The fiber ring resonator (FRR) is a simpler type of optical resonator than the WGMR. It is 

basically made of two low loss fibered 2x2 optical directional couplers, which are stable, easy to fabricate 

and to use, and are commercially available. These two couplers are linked together with a few meters-

long single-mode optical fiber. The FRR has therefore a two-dimensional structure which can be easily 

integrated and in which only two similar optical frequency combs are generated (TE mode’s frequency 

comb and TM mode’s frequency comb). The selection of one of these two frequency combs can be made 

by using a polarization controller before the FRR. Therefore, it is easier to characterize and use a FRR 

than a WGMR. Of course better selection methods of mode’s frequency comb are available and can be 

used, and they will be reported in the following chapters. 

 In our laboratory, the FRR has been used first in the aim of understanding WGMR’s behavior 

because of the similarity in their resonance conditions. Nevertheless, we have rapidly realized that the 

FRR, in addition to its simplicity in fabrication, is able to reach relatively higher quality factors (     > 

109) than those obtained with WGMRs we were using. 

 For all these reasons, and because FRRs were not usually used for OEO purposes and they were 

not studied in the literature for such application, the work reported in this thesis is mostly concentrated 

on the study of these passive optical resonators and their use in an OEO setup in order to get a compact, 

stable and low phase noise oscillator. 
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 State of the art optoelectronic oscillators – noise results comparison I.3.4

 The table below gives some of the best (to our knowledge) phase noise results obtained, at  

10 kHz offset frequency, using optoelectronic oscillators based on the different delay elements we have 

mentioned above: optical delay line(s), active ring cavity and passive WGMR. 

Oscillator type Delay type Length Diameter          (Hz)      
Phase noise at 10 kHz 

offset frequency 
References 

 
DL-OEO 

 
SMF 4 km - - 50 kHz 10 GHz -132 dBc/Hz [50] 

 
DL-OEO 

 
SMF 4.4 km - - 45 kHz 10 GHz -135 dBc/Hz [27] 

 
DL-OEO 

 
Z-DSF 4 km - - 50 kHz 10 GHz -140 dBc/Hz [50] 

 
DL-OEO 

 
SMF 10 km - - 20 kHz 10 GHz -160dBc/Hz [51] 

 
Multiple DL-

OEO 
 

SMF 
8.4 km 

+ 
2.2 km 

- - 25 kHz 10 GHz -140 dBc/Hz [27] 

Tunable 
multiple DL-

OEO 
SMF 

4.4 km 
+ 

3 km 
+ 

1.2 km 

- - 45 kHz 10 GHz -128 dBc/Hz [30] 

 
COEO 

 
DSF+SMF 160 m - - 1.5 MHz 9.4 GHz -140 dBc/Hz [52] 

 
COEO 

 
SMF 330 m - - 650 kHz 10 GHz -140 dBc/Hz [33] 

 
COEO 

 
DSF+SMF 750 m - - 210 kHz 9.4 GHz -150 dBc/Hz [52] 

 
WGMR-OEO 

 
LiTaO3 - 2.54mm 2x107 35 GHz 35 GHz -70 dBc/Hz [39] 

 
WGMR-OEO 

 
LiTaO3 - 1.3mm 1x108 33 GHz 33 GHz -80 dBc/Hz [53] 

 
WGMR-OEO 

 

Disk-shaped 
CaF2 - 5.5mm 8.4x107 12.45 GHz 12.45GHz -94 dBc/Hz [48] 

 
WGMR 
Hyper-

parametric 
oscillator 

(Four wave 
mixing) 

 

CaF2 - - <3x109 9.9 GHz 9.9 GHz -120 dBc/Hz [54] 

 
WGMR 
Hyper-

parametric 
Oscillator 
(Raman) 

 

CaF2 - - <3x109 35 GHz 35 GHz -105 dBc/Hz [54] 

 
WGMR-OEO 

 

Disk-shaped 
SiO2 

Fused silica 
- 5mm 1x108 10.7 GHz 10.7 GHz -93 dBc/Hz [49] 

 
Tunable 

WGMR-OEO 
 

LiTaO3 - 1mm 6.7x106 48 GHz 9.8 GHz -100 dBc/Hz [55] 

Table. I. 1. Best (to our knowledge) phase noise results obtained, at 10 kHz offset frequency, using different types of 
optoelectronic oscillators 
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 It is clear from Table. I. 1 that the phase noise results obtained in the different OEOs 

demonstrate the efficiency of the OEO approach compared to classical microwave oscillators (e.g. 

sapphire WGM DRO in Fig. I. 8). The WGMR hyper-parametric oscillators can be considered as a special 

case because they use the nonlinear optical effects (Four wave mixing or Raman scattering; detailed in 

chapter IV) generated inside the WGM resonators, especially fluorite WGM resonators, to directly 

generate an optical frequency comb [54]. This comb acts like a multimode locked laser and a high 

spectral purity RF signal is therefore generated by demodulating the comb on a fast photodiode. 

 To be competitive with these different OEO’s schemes, especially with WGMR-OEOs and COEOs 

(which are considered as compact OEOs), we have to search for an oscillator presenting a very high 

loaded quality factor (    > 105), a low phase noise close and far from the carrier as well as a possible 

tunability of its oscillation frequency. All this issues will principally depend on the oscillator’s frequency 

stability element. The question is therefore: is the FRR capable of providing all these characteristics? 

 Conclusion I.4

 In this chapter, we have first briefly reviewed the definition of the oscillator frequency stability 

and the noise processes in a typical microwave oscillator. We have then listed the different microwave 

oscillators, used to generate spectrally pure signals, and the state of the art phase noise levels achieved 

with these systems. Among these, we can especially mention the microwave oscillator based on 

whispering gallery mode (WGM) sapphire resonator which can provide, in its classical configuration, a 

phase noise level of -140 dBc/Hz at 10 kHz offset frequency from a 9 GHz carrier. This phase noise can be 

radically decreased to a -175 dBc/Hz level if the oscillator is frequency stabilized using a frequency 

discriminator with carrier rejection technique. On the other hand, the system becomes very complex and 

bulky. 

 The elegant solution which uses optical delay line based optoelectronic oscillators (OEO) to 

generate microwave signals has been reviewed. This type of oscillators can provide very low phase noise 

levels and their noise performance, contrarily to microwave oscillators, is better when the RF application 

frequency increases. On the other hand, the oscillators remain bulky, their thermal stabilization still 

difficult and they produce spurious modes that need complex configurations to be reduced. 

 A novel OEO architecture joining between an optical oscillator (an active fibered cavity: a fiber 

laser) and a microwave oscillator and called coupled optoelectronic oscillator (COEO) seems to resolve 

almost all of the problems encountered in microwave oscillators (frequency limitations) and in classical 

optoelectronic oscillators (size, spurious modes suppression…). Interesting phase noise levels have been 

reported using this system; for example, a 330m-long active cavity based COEO can provide a  

-140 dBc/Hz phase noise level at 10 kHz offset frequency from a 10 GHz carrier. 

 Another possible solution for almost all the problems encountered in microwave oscillators and 

in classical OEOs, can be the use of passive optical resonators. The use of mm and sub-mm size WGM 

micro-resonators (WGMRs) sharply reduces the oscillator size and opens the path towards integration of 

such oscillators with a very satisfying phase noise levels in the generated microwave signals. Of course, 
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the use of such resonators is difficult because of the mechanical difficulty in setting up a reliable coupling 

with a light source and the numerous frequency combs that they generate.    

 A second and very interesting type of passive optical resonators is the fiber ring resonator (FRR): 

much simpler to use and fabricate than WGMRs (it can be simply made of optical directional couplers 

and single mode optical fibers). The FRR can provide ultra-high quality factors and therefore it is possible 

to get very low phase noise levels when using this passive optical resonator in an OEO setup. This is 

therefore the optical passive resonator that will be thoroughly studied in the rest of this manuscript. 
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 Modeling and characterization of the fiber ring resonator and the Chapter II

optoelectronic oscillator 

 Introduction II.1

Among different optical resonators, the ring resonator represents the simplest form. Its 

architecture was first proposed by E. A. J. Marcatili in 1969 in an integrated double-coupled ring 

structure [1]. Since then, the ring resonator has been extensively studied and used, especially the ring 

resonators fabricated using low loss optical fibers and optical directional couplers. 

Due to its simplicity and the very high quality factor that could be obtained using it, the fibered 

ring resonator has been chosen in most of our work as the frequency stability element in our 

optoelectronic oscillator setup. However, despite its simple architecture, the ring resonator must be 

studied and modeled when used in an optoelectronic oscillator because in this case it is not only its 

quality factor that counts. Furthermore, the overall system must be modeled to investigate the different 

noise contributions, especially those related to the resonator itself, in order to improve the oscillator 

stability and reduce its phase noise. 

In this chapter we first present the different ring resonator architectures and the one we have 

chosen to be used in the oscillator setup that we have previously presented in chapter one. This 

resonator has been modeled by different means, mainly using a microwave modeling software, also used 

to model the overall optoelectronic oscillator system. 
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 Fiber ring resonator (FRR) II.2

In 1982, Stokes et al. have presented a fibered structure of the ring resonator, fabricated using a 

cross-coupled single-mode optical fiber [2], (see Fig. II. 1 (a)). The resonator finesse ( ) was not very high 

as it reached only 80, but it has been greatly improved to 500 by using a low loss optical coupler [3]. Still, 

this cross-coupling ring structure requires a fibered directional coupler whose coupling coefficient ( ) is 

close to unity. This may result in relatively large losses and asymmetric optical output, which can lead to 

serious problems [4]. 

A different and more successful resonator architecture is the direct-coupled ring resonator (see 

Fig. II. 1 (b)). This architecture has been widely used in different applications: optical filters [5], fiber 

gyroscopes [6], fiber ring lasers, temperature and pressure sensors etc... The difference is that this 

resonator is easier to fabricate, it has higher finesse and more symmetrical output than the cross-

coupled ring resonator. This structure has been thoroughly studied in [4] and [7]. 

The add-drop ring resonator architecture is similar to the direct-coupled fiber ring resonator but 

it has two directional couplers instead of only one, (see Fig. II. 1 (c)). This ring resonator type behaves as 

a narrow-band filter that adds or drops a frequency band from an incoming signal. This resonator is the 

one we have used in our optoelectronic oscillator and we call it the fiber ring resonator (FRR) in this 

manuscript. 

 

Fig. II. 1. Ring resonator different architectures: (a) cross-coupling, (b) direct coupling and (c) double coupler add-
drop ring resonators; c: optical directional coupler 

 FRR principle and characteristics II.2.1

 The FRR, shown in Fig. II. 2, is made of two low loss fibered 2x2 optical directional couplers (C1 

and C2), linked with a single-mode polarization-maintaining (P-M) fiber. This resonator is analogous to a 

microwave travelling-wave resonator, consisting of a resonant ring circuit and a directional coupler [8], 

[9]. 
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Fig. II. 2.  Double directional coupler fiber ring resonator 

In this structure, resonance occurs if the total integrated phase shift of the incident light wave (   

~ 1.55 µm) around the resonator ring is an integer multiple of    (rad). In this case, the incident light 

wave constructively interferes with its replica (the circulating wave) coming from the second port of C1 

after a turn inside the resonator. As a result, the circulating light wave build-up to a higher power value 

than that of the initially injected wave and a transmission line results at the resonator’s third output, 

(see Fig. II. 3 for illustration). Conversely, this interference is destructive at the third port of C1 and an 

absorption line results at the resonator’s first output. 

 

Fig. II. 3.  Illustration of the constructive and destructive interferences at the input coupler C1, when the laser 
frequency is resonant inside the resonator 

As already stated in chapter I, this FRR generates a transverse single frequency comb with 

microwave spacing, the free spectral range. The     of this resonator is directly linked to the fiber 

length (       ) and to its refractive index ( ) by the relation below: 
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  (     )
 (Eq.II. 1) 

The resonator finesse   is defined as the ratio of the     to the full-width at half-maximum 

(    ) of the resonance transmission intensity: 

   
   

    
 (Eq.II. 2) 

 It is therefore directly linked to the resonator quality factor. This quality factor is usually defined 

as the ratio of the energy ( ) stored in a resonant mode to the energy dissipated (  ) in the same mode 

during a    cycle. Another mathematical definition can be also used. It defines the quality factor as the 

ratio of the resonant frequency (    ) to the resonant mode     , (see Fig. II. 4). The quality factor is 

thus given by: 

      
 

  
                      

    

    
 (Eq.II. 3) 

 

Fig. II. 4. Resonant mode at      and its full-width at half maximum  

In the FRR, the optical quality factor (    ) depends on the resonator length  , the couplers 

coupling coefficients (   for C1 and    for C2) and the resonator intrinsic loss (couplers excess loss    and 

  , splices loss    and fiber linear loss   ). 

The fiber linear loss is given by: 

   ( 
  )  

   (    )

    
 (Eq.II. 4) 

where    is the fiber attenuation in (dB/m); typically,   = 0.5 dB/km in a P-M fiber and 0.2 dB/km in 

SMF. 
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One of the advantages of this resonator is that the 3dB bandwidth of the optical resonances is 

maintained when the resonance is used for microwave domain applications, such as the OEO. As we 

have seen in chapter I, the resonator equivalent microwave quality factor     is linked to      and it is 

directly proportional to the microwave application frequency [10]; therefore     increases with the RF 

application frequency for a fixed optical frequency, which is not the case of microwave resonators. 

For this reason, to reach equivalent RF quality factors higher than those obtained in microwave 

resonators,      should be higher than 109 because of the frequency ratio between     and     . This 

ratio is about 10-4 for a laser carrier at 1.55 µm wavelength (~ 193 THz) and a microwave signal around 

20 GHz. 

Usually, if the coupling coefficients    and    are chosen small enough (transmission coefficients 

   and   ,    = 1-    and    = 1-   , are near unity) and if the residual losses of all resonator elements are 

sufficiently low, a significant circulating intra-cavity power (       ) could result. This could lead, if an 

optimal coupling is established, to an absorption line with a resulting power equal to null, (see 

illustration in Fig. II. 3). Accordingly, the optical resonator will possibly feature a high      factor and 

photons inside the resonator will encounter an optical delay ( ) as if they were travelling into an 

equivalent optical delay line in single-pass geometry [10]. This equivalent length is given by: 

     
      

        
 (Eq.II. 5) 

The aim of using such a resonator as the frequency stability element, with the highest      

possible in the smallest resonator size and structure, is to reduce the OEO close-to-carrier phase noise. 

On the other hand, a high      does not necessarily mean that a lower oscillator phase noise could be 

always obtained because the resonator transmission loss (  ) plays also an important role in the 

oscillator stability, as we will see later in chapter III. Furthermore, a high      may lead to significant 

circulating power inside the cavity, which in turn reduces the thresholds of many nonlinear optical 

effects. Unfortunately, these effects were found to be the principal cause of the OEO phase noise 

degradation as we will see later in chapter IV. 

Consequently, in order to optimize the resonator characteristics, while always taking into 

account their contributions to the oscillator stability, we had to model the resonator separately and then 

inside a global model of the OEO system. 

 Modeling of the FRR II.2.2

To model the FRR separately, we have first used a resonator model that has been developed and 

implemented in MATLAB during the thesis of P.H. Merrer [11]. This model was based on A. Yariv’s 

modeling studies using coupled-mode theory [12], [13]. This model was able to predict the resonator 

    ,    , and transmission loss, (see Fig. II. 5 for the simulation results of a 20m-long FRR). As well, the 

study [11] has reported simulation results showing how the     decreases and the      increases when 

the FRR length increases (see Fig. II. 6). 
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Fig. II. 5. MATLAB simulation results of a 20m-long FRR with the following resonator parameters:     =    = 1%;    = 
   = 0.03 dB;    = 0.01 dB and    = 0.5 dB/km 

 

Fig. II. 6. From [11]: MATLAB simulation results for      and     versus the FRR length  

Despite the utility of this model, and to get more accurate results about another important 

characteristic of the FRR, which is the intra-cavity power enhancement factor (    ), we had to extend 

F. Zhang et al. [4] study made on a single-coupler direct-coupling ring resonator. As a result, analytical 

expressions for the different characteristics of our FRR have been developed; especially the resonator 

     and transmission loss (see Appendix A for the detailed extended analytical study). 

These analytical expressions describe the complex electric field ( ) behavior inside the resonator 

(see Fig. II. 2), where couplers C1 and C2 are assumed to be reciprocal.  

 At resonance, the circulating optical wave is in phase with the input light wave and the 

resonance phase condition is therefore as follows: 
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           (Eq.II. 6) 

where   is the optical propagation constant (  
    

 
) and p is an integer (        ). 

The expression of the intensity ratio at the first output of the FRR (absorption output) is written 

as: 

 |
    

   
|
 

 (    ) [  (

   (      )
(    )

     √       
)] (Eq.II. 7) 

where      (    )     (    )  (    )         for simplicity. 

 The expression of the circulating intensity ratio inside the FRR: 

 |
  

   
|
 

 
   (    )

     √       
      (Eq.II. 8) 

 The expression of the intensity ratio at the third output of the FRR (transmission output) is 

written as: 

 |
    

   
|
 

  
   (    )     (    )        

     √       
 (Eq.II. 9) 

 FRR simulation using Maple13 II.2.2.a

 The numerical results of the above three analytical expressions were calculated for a 20m-long 

FRR using Maple13. This software allows 3D simulations that give us the possibility to easily calculate the 

resonator’s different transfer functions while changing more than one parameter at the same time. We 

have therefore simulated the 20m-long FRR absorption and transmission transfer functions using 

respectively (Eq.II. 7) and (Eq.II. 9). Moreover, we were able to simulate the      behavior versus 

different FRR’s parameters using (Eq.II. 8), but especially versus the FRR’s coupling coefficients. In all the 

following simulation results presented in this section, when unchanged, the different FRR’s parameters 

were set as follows: (   =    = 1%;    =    = 0.03 dB;    = 0.01 dB and    = 0.5dB/km). 

 Absorption transfer function II.2.2.a.i

 The 20-m-long FRR absorption transfer function at the first output has been simulated using 

(Eq.II. 7), while changing the coupling coefficients    and   , first separately then jointly. The results in  

Fig. II. 7 show that, when only    is changed (Fig. II. 7 (a)) and at resonance (       ; Fig. II. 7 (c)), the 

power at the FRR first output is null when    is equal to 1.9 %. This means that this is the optimal 

(critical) coupling at these conditions (see the previous paragraph for the other parameters’ values). 
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 Now if only    is changed (see Fig. II. 7 (b)), we can see that the weaker    is, the closer to null 

the FRR’s absorption response is, (see also Fig. II. 7 (d) when (Eq.II. 6) is satisfied). 

 

Fig. II. 7. FRR absorption transfer function (in decibels) at the resonator first output, while changing the coupling 
coefficients    (a) and    (b) separately (from 0.1 to 10 %) (and changing    as well); then by changing    (c) and 

   (d) separately when (Eq.II. 6) is satisfied 

 Finally, when    and    are changed at the same time, while considering (Eq.II. 6) satisfied, it 

seems that    has to be always a little less than    to establish an optimal coupling in the FRR regarding 

the absorption output, (see Fig. II. 8). 
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Fig. II. 8. FRR absorption transfer function at the resonator first output, while changing the coupling coefficients    
and    jointly (from 0.1 to 10 %) and considering that (Eq.II. 6) is satisfied 

 Intra-cavity power enhancement factor II.2.2.a.ii

 Similarly, the 20 m-long FRR      has been simulated using (Eq.II. 8). Again, the results depicted 

in Fig. II. 9 and Fig. II. 10 show that    has an optimal value equal to 1.9 % when    is fixed to 1%, and an 

     around 52 (~17 dB) is obtained. On the other hand, the results in Fig. II. 9 (a) show that the weaker 

   is, the higher      is (the resonance width becomes narrower). 

 Moreover, Fig. II. 10 shows that the weaker    is, the higher the      is, and we can see that 

the      could reach more than 90 when    is much lower than 1%. 

 All in all, we can conclude that    is the key element in finding an optimal coupling, taking both 

     and      into consideration. Till here,    can be considered as an additional loss factor in the FRR 

(the lower    is, the better it is for both      and     ). 
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Fig. II. 9. FRR      level, while changing the coupling coefficients    (a) and    (b) separately (from 0.1 to 10 %) 
(and changing    as well); then by changing    (c) and    (d) separately when (Eq.II. 6) is satisfied 

 

Fig. II. 10. FRR      level, while changing the coupling coefficients    and    jointly (from 0.1 to 10 %) and 
considering that (Eq.II. 6) is satisfied 
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 Transmission transfer function II.2.2.a.iii

 The 20m-long FRR transmission transfer function at the third output has been simulated using 

(Eq.II. 9). This is the most important response to scale, especially if the resonator is meant to be used in 

an OEO setup. 

 The simulation results in Fig. II. 11 are interesting because they indicate that when    and    are 

changed separately, the optimal transmission response is only obtained when the couplers’ coupling 

coefficients are the same (symmetrical couplers must be used). This is also confirmed in Fig. II. 12 results 

where both    and    were changed at the same time while considering that (Eq.II. 6) is satisfied. 

 

Fig. II. 11. FRR transmission transfer function at the resonator third output, while changing the coupling coefficients 
   (a) and    (b) separately (from 0.1 to 10 %) (and changing    as well); then by changing    (c) and    (d) 

separately when (Eq.II. 6) is satisfied 
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Fig. II. 12. FRR transmission transfer function at the resonator third output, while changing the coupling coefficients 
   and    jointly (from 0.1 to 10 %) and considering that (Eq.II. 6) is satisfied 

 Finally, all the resonator parameters were fixed and only    was changed. By doing this we can 

compute the FRR     and the resonance peak’s characteristics (  ,     ,  ,      etc…); (see Fig. II. 

13). 

 

Fig. II. 13. FRR transmission transfer function (in decibels) at the resonator third output while changing   . The 
other parameters were fixed as follow:    =    = 1%;    =    = 0.03 dB;    = 0.01 dB and    = 0.5dB/km 

 The results presented in Fig. II. 13 were completely in agreement with MATLAB simulation 

results regarding the resonator characteristics. Furthermore, both models were experimentally 

validated. 
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 Effects of γ1, γ2, αs and αf on the FRR’s transmission response II.2.2.a.iv

 In the same perspective, we have simulated the effects of the splices loss (   was changed from 

0.01 to 0.05 dB), the fiber linear loss (   was changed from 0.2 to 0.5 dB/km) and the couplers’ loss 

(both    and    were changed from 0.02 to 0.1 dB) on the FRR transmission response. From all the 

simulation results presented in Fig. II. 14., it seems that couplers excess loss (Fig. II. 14. (c)) is the leading 

factor after the couplers’ coupling coefficients in shaping the FRR resonance. 

 

Fig. II. 14. Effects of couplers loss, fiber linear loss and splices loss on the FRR transmission response when: (a)    
was changed from 0.01 to 0.05 dB; (b):    was changed from 0.2 to 0.5 dB/km; (c) both    and    were changed 

from 0.02 to 0.1 dB 

 All things considered, we can see that unfortunately, having the highest      and the highest 

     at the same time will not be possible if the FRR third transmission output is used. Therefore, there 

is a trade-off to be made regarding the FRR’s coupling coefficients: couplers must be symmetrical and 

their coupling coefficients must guarantee the highest      possible. Besides that, all resonator intrinsic 

losses have to be the lowest possible in order to improve the resonator characteristics (    ,   , 

    ,  ,      etc…). 

 A CAD approach of the fiber ring resonator based OEO using a microwave II.3

software 
 As we have already mentioned at the end of section II.2.1, to optimize the FRR characteristics 

while taking into account its contributions to the oscillator stability, we have to model the resonator 

separately and then inside a global model of OEO system. Thus, the modeling study must be made using 

the same simulation software. 

 The OEO system we need to model can be quite complex with electrical and optical parts, and 

various loops and nonlinear elements. It may be possible to obtain an analytical model of such a system, 

but there is a little chance that such a model will be able to describe the complex nonlinear noise 

conversions between the different carriers (the DC, the RF oscillation frequency and the laser carrier 

~193 THz). Moreover, the analytical model would be valid only for a given system topology, but we need 

a system model that will be able to help us in choosing among different OEO topologies. Furthermore, 

this model is expected to help us in optimizing the oscillator or, at least, to allow us to understand the 
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different noise sources, their conversion processes and which impact each of these noise sources has on 

the overall phase noise performance of the OEO. 

Consequently, we think that only a computer based approach is able to perform such a work. 

However, no commercial CAD software is able today to describe this kind of optoelectronic systems. We 

have thus chosen a software dedicated to model microwave circuits and systems: AgilentTM ADS. The 

choice of this software has been mainly based on the ability of ADS to compute the noise conversions in 

nonlinear devices.  

In a conventional microwave oscillator, one of the key points of phase noise simulation lies in the 

ability of computing the interactions between very low frequency fluctuations (    noise sources) and a 

high frequency signal. Time domain approaches cannot be used directly for this purpose because it 

would require too much simulation data. In the microwave community, this problem has been solved 

using the harmonic balance approach and various perturbations techniques such as the modulation 

technique or the conversion matrices technique [14]. The conversion matrices technique allows the 

computation of correlation between the fluctuations around every frequency involved in the circuit. This 

is the technique which is implemented in ADS and which we have chosen to use in modeling the noise 

behavior in the OEO.  

Indeed, in the case of optoelectronic systems, we are facing a similar problem. However, in 

addition to the electronic case, there is one more carrier which must be taken into account in the circuit: 

the optical carrier at 193 THz. Fig. II. 15 illustrates this problem: the noise lateral sidebands at DC, at the 

RF main frequency and its harmonics, and at the optical carrier, are correlated through the system 

nonlinearities. 

 

Fig. II. 15. DC, microwave and optical noise sidebands conversions that have to be taken into account in OEO system 
noise modeling 

In our approach, the optical carrier is considered just like an RF carrier, but at an extremely 

higher frequency. This will not be a problem if ideal elements are used in the circuit model. On the other 

hand, the main problem using ADS is that this software does not include models of optical components; 

however, it is possible to create these models using either electrical equivalent circuits or mathematical 

black boxes, or a mix between these two approaches. That is how we were finally able to create a global 
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OEO model including the FRR, the laser, the Mach-Zhender modulator, the photodiode, the amplifiers, 

the RF resonator and many other optical and RF elements. 

 Modeling of the FRR using ADS II.3.1

 To be able to simulate the global OEO system, the first element we have to add to our 

microwave-optical models is the optical resonator. For this purpose, we have developed an equivalent 

model of the FRR using ADS.  

 FRR ADS model II.3.1.a

 As already mentioned in section II.2.1, the FRR is made of two low loss fibered 2x2 optical 

directional couplers, linked with a P-M optical fiber. Consequently, to be able to create a FRR model 

using ADS, we had to create ADS models describing exactly the real behavior of the optical fiber and the 

optical couplers operating at the optical frequency     . 

 Optical fiber model II.3.1.a.i

 Optical fibers have several characteristics that differ from those of HF transmission lines, 

especially their very low transmission loss (~ 0.2dB/km in SMF fibers and ~ 0.5 dB/km in P-M fibers 

compared to ~ 1dB/m in HF transmission cables). Therefore, it was necessary to use a HF transmission 

line model that ADS offers. In this model, we can define the loss parameters, but also a dielectric 

constant (  ) which is equivalent to optical fiber’s refractive index   (     ). The geometric length   

of the line and the optical frequency      can be also defined (in all the following simulations using ADS, 

     is defined to be equal to 200 THz). Finally, the transmission line’s ADS model we have created copies 

almost the real behavior of an optical fiber. 

 Optical coupler model II.3.1.a.ii

 At the beginning, we have searched for an ADS coupler model which describes the real behavior 

of the optical coupler. ADS offers a coupler model that includes two micro strip lines on a substrate. In 

this model, it has been necessary to fit the substrate parameters and those of the two micro strip lines, 

including their length (  ), spacing (  ) and widths (  ). This is in order to get a complete impedance 

match at the input and the output of the coupler, and a valid coupling in a frequency range above 50 GHz 

around the central operating optical frequency of 200 THz. Furthermore, an option has been added to 

this coupler model, which is the coupler’s excess loss, in order to be able to control this parameter. 

 To push the simulation capabilities a bit further, we have realized that we must look for a 

"tunable" optical coupler model, where the coupling coefficient could be changed independently 

without changing the other parameters of the coupler. For this purpose, we have chosen to use an ADS 

lossy coupled transmission lines model with the possibility of changing its different parameters. As for 

the aforementioned coupler, this coupler model has been modified to make it describe the real behavior 

of the optical coupler. In addition, a coupling coefficient tunability ranging from 0 to 100% has been 

achieved using this model. The tunability in the coupling coefficient is accomplished by changing the 

coupler’s even-mode effective dielectric constant (  ) from 1.8051 to 1.801 as depicted in Fig. II. 16. 

Moreover, the coupler’s excess loss is easily controlled by varying the even-mode (  ) and odd-mode 

(  ) coupler’s attenuation parameters. 
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 Finally, the optical splices loss    has been modeled by adding an ADS attenuator model inside 

the FRR loop. The FRR model has been finally created (see Fig. II. 17) and the resonator’s characteristics 

can be therefore accurately simulated. These characteristics can be simulated using the scattering-

parameters simulation mode that ADS offers, even at 200 THz operating frequency, with a step 

resolution that can be even less than 1 mHz. As an example, the simulation results of a 20m-long FRR 

ADS model are presented in Fig. II. 18. These ADS simulation results are perfectly in agreement with 

MATLAB, Maple13 simulation results, and they are in good agreement as well with our experimental 

results. This clearly proves the efficiency of our approach using ADS. Moreover, it is a real progress 

because, already at the resonator level, it is much easier to simulate the FRR behavior using ADS than 

using a specific model developed using Maple13 or MATLAB (described both in section II.2.2). 

 

Fig. II. 16. Tunability in the coupling coefficient   of the optical coupler’s ADS model, achieved by changing the 
coupler’s even-mode effective dielectric constant    

 

Fig. II. 17. ADS modelof the FRR 
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Fig. II. 18. 20m-long FRR ADS model: Scattering-parameters’ amplitude and phase simulation results 

 Modeling of compound and complex architectures based on multiple FRRs II.3.1.b

 Besides its usefulness in modeling the global OEO behavior, one other important advantage of 

the FRR ADS model is the ease in simulating very complex schemes based on multiple optical FRRs. These 

schemes are usually hard to analytically describe and then to simulate using Maple13 or MATLAB or any 

other calculation software. 

 In Fig. II. 19 we present an example of an ADS model and the simulation results of a high 

rejection optical filter based on three compound FRRs with different parameters each and a total length 

of less than one meter. This model can be created and simulated in a few minutes only, using the basic 

FRR model described in the section above. Such a structure would need of course much more time to be 

analytically described, then coded and simulated using a calculation software like Maple13 or MATLAB. 
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Fig. II. 19. ADS model and S parameters simulation results of a high rejection optical filter based on three compound 
FRRs with a total length of less than 1 meter 

 Resonator experimental characterization techniques II.3.2

 Once fabricated, the FRR needs to be experimentally characterized in order to extract its real 

characteristics, especially its     ,   ,    , rejection,      etc… This has been done through many 

characterization techniques: optical domain and microwave domain techniques. Of course, the 

measurement accuracy differs from one technique to another because of the extremely small resonance 

bandwidth we are characterizing. As an example, a      factor in the order of 109 at    = 1,55 µm will 

result in a 3 dB bandwidth in the order of 200 kHz, which is lower than the spectral width of a 

semiconductor laser. One solution is the use of high spectral purity laser (such as a fiber laser) to scan 

the optical resonance. Still, when the laser light is injected in the resonator, it heats the resonator (due 

to the high     ) and leads to a frequency shift in the optical resonance. Consequently, the laser carrier 

is shifted far away from the resonance. 

 Considering these problems, three characterization techniques have been considered and 

compared one to another in order to investigate the resonator’s characteristics. The first one is the 

optical scan method, which uses the slow tuning of a high spectral purity laser to scan the resonant 

modes. The second one is the cavity ring down method, a time domain approach which has been set up 

at FOTON-ENSSAT Lannion (France). The third one is a spectral domain measurement bench based on a 

microwave network analyzer, which features an extremely high spectral resolution. 
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 Optical domain characterization techniques II.3.2.a

 Narrow linewidth laser wavelength scanning method II.3.2.a.i

 This method consists in a frequency fine-tuning of a narrow linewidth (~1 kHz) Koheras fiber 

laser to explore the FRR optical frequency comb by recording the FRR response on a Photodiode 

followed by an oscilloscope, (see Fig. II. 20). The Koheras laser is tunable thanks to a thermal control (on 

a 120 GHz range). In addition, a more accurate piezoelectric control can be also used (on a 2 GHz range). 

This method allows a good measurement of the    . Moreover, thanks to the Koheras laser narrow 

linewidth, a good estimation of the      can be obtained by observing precisely one optical resonant 

mode. Nonetheless, because of the resonator’s thermal heat and the resulting resonance frequency 

shift, it is difficult to be sure of the accuracy in the observed resonance response, even if the laser 

frequency tuning speed is carefully adjusted. Therefore, more accurate characterization techniques must 

be explored. 

 

Fig. II. 20. Narrow linewidth laser wavelength scanning method; PD: photodiode 

 Cavity ring down method II.3.2.a.ii

 The cavity ring down (CRD) technique avoids the difficulty in comparing between the laser 

linewidth and the resonant mode because measurements are directly performed in the time domain. 

The principle is the same as for the laser wavelength scanning method, but the laser frequency is rapidly 

tuned in this case. Therefore, thermal effects will not have time to appear resulting with less 

measurement perturbations. The CRD technique consists of measuring the photon lifetime inside the 

resonant cavity by studying its relaxation regime. This technique has been already modeled and tested 

by Y. Dumeige et al. in [15]. It has been indicated that through this technique it is possible to determine 

the different contributions of the resonator parameters to its global optical quality factor     : the 

intrinsic factor      
 which is linked to the internal losses of the cavity and the coupling factor      

 

which is linked to the couplers characteristics. Furthermore, CRD technique provides unambiguously the 

state of the resonator coupling regime: critical, under-coupled or over-coupled. It also provides the 

coupling coefficient between the resonators and the access line. Fig. II. 21 shows an example of the 

result that can be obtained using the CRD technique to characterize a 20m-long FRR. This measurement 

has been performed at FOTON-ENSSAT Lannion (France). 
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Fig. II. 21. CRD measurement of a 20m-long FRR; (FOTON-ENSSAT, Lannion) 

 Microwave domain characterization technique using a vector network analyzer II.3.2.b

 As already stated, the FRR we are studying here is meant to be used in the microwave domain 

and for microwave applications. It is therefore essential to test the resonator’s behavior in a 

configuration which is as close as possible to the final system. The microwave domain characterization 

bench we have developed is very similar to the OEO system in open-loop configuration, but it uses a 

vector network analyzer (VNA) in addition. This bench, depicted in Fig. II. 22 (a), is very efficient to 

measure the optical properties of an optical resonator with a very high frequency precision. It was used 

to characterize either WGM resonators or FRRs in our laboratory [16]. 

 To be able to use this characterization bench, the laser has been stabilized onto one of the 

resonator’s resonant frequencies. This has been realized using the Pound-Drever-Hall feedback loop 

(detailed in section I.3.3.a in chapter I). As soon as the laser is locked to the optical resonance, a 

sweeping RF signal coming out from the microwave network analyzer drives the MZM and the resulting 

modulation optical sidebands goes through the optical resonator. Their response is finally recovered on a 

fast photodiode and then analyzed on the network analyzer input port. This response transcribes 

accurately the resonator frequency comb and, when focusing on one of the resonant modes, we can 

obtain the different resonator characteristics, especially its      and thus its     , with the precision 

of the microwave network analyzer that can be as good as 0.1 Hz. 

 Using this technique, any problem in the resonance shape is immediately detected (such as two 

states of polarization behavior of the optical carrier, leading to two optical modes competition inside the 

resonator [17]). The only limit in precision will be the ability of locking the laser well onto the center of 

one of the optical resonances and controlling the MZM linearity by a correct setting of its DC bias voltage 

(      
 ⁄

). Fig. II. 22 (b) shows an example of measurements performed on a 20m-long FRR, where we 

have measured a      equal to the one obtained using the aforementioned CRD technique. 

Qopt= 3,3 x 109
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Fig. II. 22. (a) Microwave domain characterization technique using a vector network analyzer and (b)     
measurement of a 20m-long fiber ring resonator 

 Modeling of the FRR based OEO using ADS II.3.3

 During the thesis of H. Brahimi [18], a first ADS model of an optical link has been created. It 

included ADS models of a laser source, a MZM and a photodiode. In order to simulate our OEO behavior, 

especially its phase noise, the FRR ADS model has been included into this optical link model and we have 

added another element modeling an ideal RF filter and an ideal RF amplifier at the same time (see Fig. II. 

23). 

 Actually, ADS gives access to two noise variables when performing noise simulations in the 

nonlinear regime: the "pnmx" and the "anmx". "pnmx" means phase noise from mixing analysis, which is 

based on frequency mixing or on the conversion matrices method described previously. The "anmx" 

means amplitude noise from mixing analysis. The conversion matrices method (harmonic balance ADS 

simulations) can describe the noise conversion of     noise of the DC spectrum component (see Fig. II. 

15). Besides, it can calculate the noise conversions between the different white frequency noise levels 

around the harmonics of the different spectral components. 

 Using the OEO ADS model and the harmonic balance simulation technique, we have performed 

some open-loop simulations (from node A to node B, through the FRR model; Fig. II. 23), and we have 

then tried to simulate the OEO behavior in a closed-loop configuration. In the following two sections, we 

describe the different optical and RF components’ ADS models that we used in our OEO ADS model. 
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Fig. II. 23. ADS model of the FRR based OEO  

 Optical components modeling II.3.3.a

 To create ADS models of the optical components, regarding the fact that the ADS library does 

not include this type of models, we have created our own models using either electrical equivalent 

circuits or mathematical black boxes, or a mix between these two approaches. 

 Laser model with its amplitude and phase noise II.3.3.a.i

 Actually, the laser noise is known to contribute to different noise conversion phenomena that 

usually occur in nonlinear systems, especially in the optoelectronic oscillators (as we will also see later in 

chapter III): these conversions are either AM to AM/PM, or PM to AM/PM noise conversions. Therefore, 

the laser AM and PM noise characteristics should be taken into account in any noise simulations. 

 Consequently, the optical carrier was represented in the OEO ADS model by a frequency source 

with its noise components: AM and PM. The AM noise data were extracted from the laser low frequency 

relative intensity noise (RIN) measurements which characterize the laser relative power fluctuations and 

it is given by: 
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          (
   ̅̅̅̅

   

    
 )                         (Eq.II. 10) 

where      is the laser optical power and    ̅̅̅̅
    is the optical power fluctuations average. 

 The RIN of the Koheras laser we are using in our OEO setup has been measured at different laser 

power levels using the method reported in [18] and detailed in [19]. The RIN experimental results are 

represented in Fig. II. 24. These results show a decrease in the RIN level when the optical power 

increases. This is a usual behavior of laser’s RIN, but the unusual RIN shape observed close to the carrier 

is likely due to a control circuit inside the Koheras fiber laser system. 

 

Fig. II. 24. Koheras laser RIN measurements at different power levels using the technique described in [19]. These 
measurements show a decrease in the RIN level when the optical power level increases which is a usual behavior of 

laser’s RIN. The unusual shape in the close-to-carrier RIN is likely due to a control circuit inside the Koheras fiber 
laser  

 The laser FM noise is defined by the frequency noise power spectral density    
(  ), expressed 

in (Hz²/Hz), and the laser PM noise    
(  ) in (rad²/Hz) can be calculated from its frequency noise by: 

    
(  )  

   (  )

  
                          (Eq.II. 11) 

 Therefore, the single-sideband laser phase noise can be written as follows: 

    
(  )       (

   (  )

   
   )                      (Eq.II. 12) 

where   is the offset frequency. 
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 The Koheras laser phase noise has been measured using two different techniques based on a 

frequency discriminator: the homodyne technique and the self-heterodyne technique. Both techniques 

are well described in [20]. These techniques have given the same experimental results when measuring 

the laser PM noise, (see Fig. II. 25).  

 

Fig. II. 25. Phase noise measurement of the Koheras laser at 15 dBm optical power, using two techniques: homodyne 
technique (in blue) and self-heterodyne technique ( in red) 

 Finally, the laser RIN data have been implemented in ADS using a block that consists of a voltage 

noise source (V_Noise) feeding an amplitude modulator that we added at the laser output. Likewise, the 

laser phase noise measurement data were directly entered into the laser ADS model. The simulations of 

laser AM and PM noise components are presented with the laser ADS model in Fig. II. 26. 
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Fig. II. 26. (a) Laser ADS model and the simulations of its (b) AM noise and (c) PM noise. 

 Mach-Zhender modulator model II.3.3.a.ii

 The MZM ADS model, detailed in [19], [21] and [22], has been created using a symbolically 

defined device (SDD), ADS’s black box, to include the MZM optical interference equation: 

        
 

            

 
(         ( )) (Eq.II. 13) 

       
 being the optical power detected by the Photodiode at the MZM output,        is the MZM 

insertion loss and     ( ) is the phase difference between the waves propagating through the MZM 

two arms (see Fig. II. 27). 

 

Fig. II. 27. MZM principle 
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     ( )   
(      )     ( )

     
 (Eq.II. 14) 

where     is the MZM DC bias voltage,    is the MZM maximum power voltage,    is the MZM extinction 

voltage and    ( ) is the RF modulation signal voltage. 

 Finally, a capacitive network has been added at the MZM RF port to model its response 

attenuation when the RF modulation frequency increases. The MZM ADS model is presented in Fig. II. 23. 

The ADS simulation results of the MZM resulting optical spectrum and the transfer function when the 

MZM is derived with a 10 GHz RF signal, are presented in Fig. II. 28 (a) and Fig. II. 28 (b) respectively. 

Moreover, the measured transfer function of the EOSPACE MZM we are using in our OEO setup is 

presented in Fig. II. 28 (c). We can see that the ADS model transcribes exactly this transfer function. 

 

Fig. II. 28. MZM ADS model simulation results: (a) MZM output spectrum when the MZM is derived with a 10 GHz RF 
signal and (b) MZM transfer function. (c) Measured transfer function of the EOSPACE MZM we are using in our OEO 

experimental setup. 

 The PDH loop II.3.3.a.iii

 During our different simulations, and due to the difficulty in modeling the low frequency PDH 

loop behavior using ADS, we have chosen to manually stabilize the laser carrier frequency onto the 

center of one of the optical resonances of the FRR model (or inversely by fixing the laser frequency and 

then controlling the FRR resonance using a phase shifter inside the FRR model; the resonance tunability 

will be detailed in chapter V). 

 Photodiode model II.3.3.a.iv

 The photodiode is the component that is capable of converting light into electrical current; it 

performs optical to electrical signal conversion with a given efficiency. The generated current     at the 

photodiode output is proportional to the optical power of the received signal, and not to its amplitude. 

That is why the photodiode response is called quadratic. This current is given in a function of the 

received optical power by the following relation: 

                (Eq.II. 15) 
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where     is the Photodiode responsivity in A/W. 

 Using ADS, we have chosen a nonlinear voltage-controlled current source to model the behavior 

of the Discovery DSC30S photodiode (the photodiode we are using in our OEO experimental setup). The 

model response is governed, following (Eq.II. 15), by the relation below: 

     
   

 
          

  (Eq.II. 16) 

where   is the resistance load at the MZM output (50 ohms in our ADS model) and        
 is the MZM 

output voltage. 

 Finally, the photodiode was followed by a nonlinear capacitive network to describe its frequency 

response; however, we have first tried to simulate the OEO noise behavior considering that our 

photodiode’s ADS model is noise-free. 

 The photodiode’s ADS model is presented in Fig. II. 23. Fig. II. 29 (a) and Fig. II. 29 (b) present 

respectively the RF frequency spectrum and power simulation results of a linear modulation (with a  

10 GHz RF modulation frequency) using the ADS models of the laser, the MZM and the photodiode. 

Moreover, the same ADS optical link model has been used to simulate the different RF output harmonics 

resulting from a 10 GHz linear modulation (using a slightly modified MZM ADS model to describe another 

MZM we are using in our laboratory; [23]). These simulation results are presented in Fig. II. 29 (c) with 

the experimental measurements validating our ADS simulation approach (at least for the open-loop 

power and frequency simulations part). 

 

Fig. II. 29. Simulation results of a linear modulation (with a 10 GHz RF modulation frequency) using the ADS models 
of the laser, the MZM and the Photodiode: (a) RF output spectrum (b) RF output power versus the RF modulation 

signal’s input power. (c) From [23]: Simulation and experimental results of the different RF output harmonics 
resulting from a 10 GHz linear modulation. 

 Microwave components modeling II.3.3.b

 Contrarily to the optical components case, simulating RF components using ADS is much easier 

because ADS library includes many RF components models. Nevertheless, we have changed some of 

these models to create our own RF models that we used in the OEO ADS model. 
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 Modeling the RF filter, the RF phase shifter and the RF amplifier  II.3.3.b.i

 Using ADS, we have chosen a voltage-controlled voltage source to describe the response of three 

RF components at the same time: the filter, the amplifier and the phase shifter, (see Fig. II. 23). In this 

(ideal and noise-free) model we have modified the complex gain definition to take into account the RF 

resonator resonant frequency, its   factor, the amplifier gain and the phase shift of the phase shifter. 

The oscillator loop has been thus closed by this element which allows the control of the phase, the gain 

and which also filters the signal with the same   factor as the dielectric resonator we are using in the 

real OEO experimental setup (  = 2000). 

 Simulation of the FRR response  II.3.3.c

 All ADS optical and RF models considered, the response of the 20m-long FRR ADS model has 

been simulated by sweeping the frequency of the RF signal feeding the MZM modulator. In this way, we 

are exactly transcribing the microwave characterization bench explained in section II.3.2.b (an ideal ADS 

RF amplifier model has been added after the Photodiode model to calibrate the power of the open-loop 

link). The ADS simulation results are presented in Fig. II. 30 and they demonstrate a complete agreement 

with our experimental results. Furthermore, the simulation results, like the experimental results, show 

the effect of the photodiode quadratic detection, where the FRR IL (      ~ 3.5 dB) is doubled (in dB) in 

the RF domain (     ~ 7 dB) (all other FRR characteristics remain unchanged, especially its 3dB 

bandwidth).  

 

Fig. II. 30. Transmission response of a 20m-long FRR: (in dashed red) simulated using the ADS open-loop model and 
(in green) measured using the characterization bench described in section II.3.2.b 

 OEO phase noise modeling using ADS II.3.3.d

 Following the modeling strategy using Agilent ADS software, we have finally tried to simulate a 

complete OEO system. This is of course more difficult than in the open-loop case using amplitude 

modulated optical link. 

-50

-45

-40

-35

-30

-25

-20

-15

-10

-5

0

10,166 10,168 10,170 10,172 10,174 10,176 10,178 10,180 10,182

S
2

1
(d

B
)

Frequency (GHz)

ILRF =7 dB FSR =10,2 MHz

R
e
je

c
ti
o
n
 ~

 4
1
 d

B



Chapter II : Modeling and characterization of fiber ring resonator and the OEO  

67 
 

 The difficulty in simulating the OEO in a closed-loop configuration lies in the fact that it is an 

autonomous system, and that the oscillation frequency must be found prior to any noise analysis. While 

for open-loop simulations, this frequency is chosen manually by a desired external signal. Therefore, we 

have first tried to simulate the OEO noise behavior in open-loop configuration, and then we have tried to 

push our simulations a bit further to be able to describe the OEO closed-loop noise behavior. 

 Open-loop phase noise simulations II.3.3.d.i

 The OEO ADS noise simulations have been first performed in an open-loop configuration, using 

the harmonic balance technique and the “pnmx” noise variable to display the OEO phase noise results. 

For these simulations, we have used two different laser’s PM noise data: real laser PM noise data (from 

Fig. II. 25) and theoretical laser PM noise data, (see Fig. II. 31). 

 

Fig. II. 31. Measured and theoretical phase noise data of the Koheras laser, used to simulate the OEO phase noise 

 The laser theoretical PM noise data were estimated by considering that the laser spectrum has a 

lorentzian shape. We therefore used the relation that links its spectral linewidth     to its frequency 

noise power spectral density    
(  )  by: 

    
(  )  

   

 
                       (Eq.II. 17) 

 Hence, form (Eq.II. 12), the laser PM noise is given by: 

    
(  )       (

   

    
   )                      (Eq.II. 18) 

 According to the datasheet, our Koheras laser has approximately a 1 kHz linewidth, therefore 

   
(  )             ⁄ . 

 Finally, using both experimental and theoretical laser phase noise data, we have simulated the 

OEO phase noise in open-loop configuration. The phase noise we have obtained in both cases seems to 
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have a very high level (Fig. II. 32 (b)), which could not be realistic regarding the high      of the FRR 

model we are using (     = 3.9x109 which means a     = 2x105 at 10 GHz application frequency). 

Moreover, the open-loop phase noise results seem to be very dependent on the laser phase noise level, 

which could be real. However, we cannot rely on these simulations to calculate this dependency factor. 

 

Fig. II. 32. Phase noise simulations using the ADS model of Fig. II. 23, including the 20m-long FRR’s model. (a) 
Oscillation frequency, (b) open-loop OEO phase noise simulations and (c) closed-loop OEO phase noise simulations. 

Using the laser model with the measured (in thick-blue) or theoretical (in red) laser phase noise data 

 Closed-loop phase noise simulations II.3.3.d.ii

 Of course, the OEO phase noise simulations using ADS are so far not realistic, and the whole ADS 

model needs further improvement regarding the noise simulations. 

 Despite that, if the open-loop noise simulations problem could be resolved, we can easily obtain 

the OEO phase noise results in closed-loop configuration. This could be achieved by using Lesson’s 

model, [24] (detailed in chapter I), to convert the simulated open-loop phase noise to a closed-loop 

phase noise following the relation below: 

     (  )          ((
    

 

      
   

   )      ̅̅ ̅̅ ̅̅ ̅̅ ̅̅ ) (Eq.II. 19) 

where     (  ) is the oscillator single sideband phase noise in dBc/Hz,      is the oscillation frequency, 

and       ̅̅ ̅̅ ̅̅ ̅̅ ̅̅  represents the OEO open-loop simulated phase noise in rad²/Hz (represented in  

Fig. II. 32 (b) in our noise simulation example). 

  Using (Eq.II. 19), we can convert the simulated open-loop phase noise (Fig. II. 32 (b)) to closed-

loop phase noise (Fig. II. 32 (c)). Also, and as for the open-loop noise simulations, the same conclusions 

apply. 

 Finally, we have tried to simulate directly the OEO phase noise in closed-loop configuration using 

ADS. Nevertheless, as already pointed out, the closed-loop OEO simulation is not easy because the 

oscillating signal has to autonomously start in the loop. For this purpose, ADS uses a specific element 

called “osc_port” to simulate classical RF oscillators. However, the “osc_port” is useless in our case 

because there is already a laser frequency at 200 THz in the system, and “osc_port” simulation works 

only when there is no other frequency in the system. 

(a) (b) (c)
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 In fact, if a frequency generator is included in the oscillating circuit model, the harmonic balance 

simulation will use this frequency as the main generator and calculate the circuit equations at this 

frequency and at its different harmonics. Therefore, we have tried to create our specific “osc_port” to 

find the oscillation’s conditions manually. 

 We have first tried to use the “probe method”. This method has been reported in [25] and it has 

been used to simulate an analog frequency divider having already a frequency source in the circuit, like 

the laser source in our OEO case. The method consists of imposing the oscillation frequency to the 

simulator by adding a second frequency generator in the OEO model, generating a signal at the 

oscilator’s oscillation frequency. Of course, this generator does not exist in the real OEO circuit (because 

the oscillation usually takes place due to the noise amplified by the feedback loop). It is thus necessary to 

insert this generator without disturbing the OEO circuit. To do this, we have placed a probe current in 

the branch relating this generator to the OEO circuit, (see Fig. II. 23), and the oscillator’s own noise 

behavior will be obtained when the current supplied by this generator through the probe is null. The 

research of such a null-current state can be tedious, and it has to be made by adjusting the amplitude 

and the phase of the frequency generator, in addition to the gain of the OEO loop. 

 Despite all that, and even when the null-current state has been found in our case, the noise 

simulations have not revealed any logic conversion of the OEO open-loop phase noise to a closed-loop 

phase noise. 

 We have then tried the “infinite loops method”, also reported in [25]. This method consists of 

describing the closed-loop OEO circuit as a multiple cascaded open-loop OEO circuits. After that we 

search for the convergence condition where the input power becomes equal to the input power of two 

successive stages at the end of the chain. Unfortunately, no open-loop to closed-loop clear logic noise 

behavior has been obtained using this method neither.  

 Conclusion II.4

 In this chapter we have reported different modeling studies that have been made to simulate 

the FRR characteristics in function of its different parameters, especially its couplers coupling 

coefficients. Different analytical expressions have been developed then implemented in different 

simulation software to serve this purpose. The obtained simulation results have been validated 

experimentally using optical domain and microwave domain characterization benches, also described in 

this chapter. 

 To model the FRR based OEO behavior, and especially its phase noise, we have created a FRR 

model using a microwave CAD software (ADS from Agilent). This FRR model has been implemented in a 

global OEO model which has been created using the same software and open-loop power and frequency 

simulations have been performed and experimentally validated. Still, the phase noise simulations using 

this OEO ADS model are so far not realistic and noise modeling needs further investigations to make it 

possible. 

 However, as we will see later in the following chapters, these modeling studies have been of 

great interest in optimizing the different FRRs we have designed and fabricated during this thesis, and 
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also for our investigations on the tunability of the FRR (as we will see in chapter V). Moreover, even if a 

direct computation of the phase noise still difficult, the OEO ADS model has helped us to understand the 

different noise conversion phenomenon occurring inside the OEO we have build-up using the FRR, and 

which will be detailed in the next two chapters. 
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 Optoelectronic oscillator based on fiber ring resonator: optimization Chapter III

studies 

 Introduction III.1

Optical resonators allow the achievement of really high quality factors in the microwave 

frequency range while ensuring low dimensions. Fiber ring resonators are easy to integrate and to use as 

the stability element in an optoelectronic oscillator (OEO) setup. Nevertheless, the OEO is a complex 

system in which the resonator      factor is not the only parameter to optimize in order to get a good 

phase noise performance. Furthermore, the OEO setup may involve many noise conversion processes 

that have to be evaluated and understood. 

In this chapter, we present a FRR optimization study based on the evaluation of the white 

frequency noise contribution to the OEO phase noise, which is directly linked to the noise to carrier ratio 

and to the resonator quality factor. Through this study, an optimized 20m-long FRR has been fabricated 

and used in an OEO setup, and a low OEO phase noise has been measured. 

Moreover, the different noise conversion processes that are likely to occur inside the FRR based 

OEO have been studied, especially the laser noise conversion into RF amplitude and phase noise through 

the optical fiber chromatic dispersion, through the FRR itself (via the PDH stabilization loop) and finally 

through the photodiode nonlinearity. 
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 OEO first realization based on a 10m-long polarization maintaining FRR III.2

 The 10m-long FRR architecture III.2.1

 The first FRR we have used in our study was considered as a test-resonator and its structure was 

not fully optimized. It was a 10m-long FRR fabricated using two optical couplers with coupling 

coefficients    and   close to 10 % and a P-M optical fiber to join between them. P-M Fibers were used 

in order to prevent two polarization states behavior of the optical carrier inside the resonator [1]. 

 The 10m-long FRR experimental characteristics III.2.2

 The 10m-long FRR has been characterized using the microwave domain measurement bench 

described in chapter II. We have measured a 20 MHz    , a 1 MHz      and thus a      of 2x108 at 

1.55 µm optical carrier (see Fig.III. 1). 

 

Fig.III. 1     amplitude response of the 10m-long FRR characterized using the microwave domain technique 
described in chapter II 

 The 10m-long FRR based OEO experimental phase noise results III.2.3

 The 10m-long FRR has been included in the OEO setup, which has been fully described in  

chapter I. The OEO phase noise spectrum, shown in Fig.III. 2, has been measured using the Agilent 

E5052B signal source analyzer (SSA). In this spectrum, we can distinguish the three classical phase noise 

spectrum parts: the     frequency noise (or flicker noise) part that occupies the 10 Hz to 1 kHz offset 

frequency band (characterized by a noise slope of -30 dB/dec), the white frequency noise (   ) part 

that occupies the noise spectrum between 1 and 400 kHz offset frequencies (characterized by 

its -20 dB/dec noise slope) and finally the phase noise floor that appears after 400 kHz offset frequency, 

with a -120 dBc/Hz noise level. The decrease in the noise level above 3 MHz offset frequency is linked to 

the filtering effect of the dielectric resonator used in the OEO setup to prevent oscillation mode-hopping. 

The noise peaks between 0.1 and 1 kHz offset frequencies are most likely due to thermal or mechanical 

fluctuations in the OEO different optical and RF components, especially in the FRR. 
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 Finally, the knee frequency fc between the     and the noise floor was at 400 kHz, which 

means a loaded microwave quality factor     of 1.2x104 at 10 GHz oscillation frequency, according to 

[2]. This     value lands in a good agreement with the optical quality factor that we have already 

measured for the 10m-long FRR. 

 

Fig.III. 2 (a) Phase noise spectrum and (b) oscillating frequency spectrum of the 10m-long FRR based 10 GHz OEO 

 Results discussions III.2.4

 In spite of the relatively good loaded quality factor of the FRR, the OEO phase noise level was 

very high. This is due to the fact that the resonator’s noise to carrier ratio (   ) has not been optimized 

and the FRR transmission loss was significant: the coupling ratios were very high and also the couplers’ 

excess loss. As a result, the oscillator phase noise is degraded, especially the     part. 

 Besides, the noise induced by the optical and electrical amplifiers can have an impact on the 1/f 

noise part of the OEO phase noise. We have therefore measured their residual phase noise and then 

introduced the measurements data into a simplified model following Leeson’s approach [2]. This model 

calculates the noise conversion from an open-loop configuration into a closed-loop configuration, while 

taking into account the resonator’s loaded quality factor     as already explained in chapter I. The 

calculation results are shown in Fig.III. 3 and compared to the OEO measured phase noise. We can clearly 

see that the amplifiers’ noise contribution is about 15 to 30 dB lower than the measured OEO phase 

noise, and it is therefore not high enough to influence the oscillator phase noise. 

 In addition to what we have mentioned above, the excess phase noise may be caused by the 

laser amplitude (AM) and frequency (FM) noise folded onto the OEO oscillation frequency (    ) through 

the oscillator’s nonlinearity, or even through other complex phenomena (as we will see later in section 

III.4). 

10
1

10
2

10
3

10
4

10
5

10
6

10
7

-140

-120

-100

-80

-60

-40

-20

0

20

40
P

h
a

s
e

 n
o

is
e
 (

d
B

c
/H

z
)

Frequency (Hz)

10,1876 10,1878 10,1880 10,1882 10,1884
-100

-80

-60

-40

-20

0

P
o

w
e

r 
(d

B
m

)

Frequency (GHz)

(a) (b)



Chapter III : Optoelectronic oscillator based on fiber ring resonator: optimization studies 

76 
 

 The     contribution to the OEO phase noise can be easily calculated as it is directly related to 

the    . Therefore, a theoretical study has been performed on this noise contribution in order to 

optimize the FRR, its      and the    , and therefore to reduce the OEO phase noise. 

 

Fig.III. 3.Contribution of the amplifiers noise to the OEO phase noise and comparison with the measured OEO phase 
noise spectrum at 10 GHz 

 OEO optimization study III.3

 Our optimization study has been made in two steps: first we have modeled the resonator (using 

the FRR Matlab model described in chapter I and in [3]; the other resonator Models using Maple13 and 

ADS have not been created yet at the time we have made this study), then we have calculated the 

influence of the resonator’s parameters on its     , the     and finally on the oscillator phase noise at 

a given offset frequency. 

 White frequency noise modeling following Leeson’s approach III.3.1

In [4], J. Everard reports on the presence of a resonator’s optimal coupling in microwave 

resonator based oscillators, for which a low oscillator phase noise could be obtained. This approach is 

only valid for the additive white noise, but as the white frequency noise was the main contribution to the 

OEO phase noise above 1 kHz offset frequency, it was interesting to use Everard’s approach for the OEO 

case. We have therefore extended this concept to our FRR based OEO in order to optimize the     

contribution to the OEO phase noise. 

Following Leeson’s approach [2], we have computed the     contribution inside the OEO loop 

bandwidth; this noise contribution depends on the offset frequency (  ), the FRR’s      and the in-loop 

    as shown in the relation below: 
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The in-loop     depends on the measured optical power (  ) at the resonator’s output, the 

photodiode sensitivity (    ~ 0.8 A/W), the modulation index (  ~ 0.8) and on other different noise 

contributions: the thermal noise, the shot noise and the laser noise. The     is given as follows: 

     
 (                )

  
     

    
 (Eq.III. 2) 

 The thermal noise     is given by:  

     
      

 
               (Eq.III. 3) 

where T is the room temperature (T = 293 K),    is Boltzmann’s constant (   = 1,381×10-23 J .K-1) and R is 

the photodiode’s load resistance (  = 50 ohm) 

 The shot noise       is given by:  

                                (Eq.III. 4) 

with q is the electron charge ( = 1.6×10-19 coulombs). 

 The laser noise        detected at the photodiode, taking into account the laser’s RIN  

(RIN ~ -150 dBc/Hz), is given by: 

          
     

                    (Eq.III. 5) 

 Using all these relations, we can finally estimate the     contribution to the OEO phase noise 

in function of the resonator’s two characteristics:  its quality factor and its transmission loss. 

 White frequency noise model: validation and use III.3.1.a

Using the above equations, we can easily determine the FRR real couplers’ characteristics and 

the FRR real intrinsic loss (the splices loss and the fiber linear loss). This could be achieved by comparing 

the OEO measured and simulated phase noise data. Actually, by adjusting the theoretical values of the 

coupling coefficients and the ring intrinsic loss, we can fit of the simulated data to the experimental data 

with a unique solution regarding the optical quality factor. As a result, the resonator different 

parameters could be accurately obtained. 

For example, the comparison between the measured and the simulated phase noise data of the 

10m-long FRR based OEO is shown in Fig.III. 4. Of course, (Eq.III. 1) only takes into account the frequency 

range on which the phase noise is dominated by the     contribution and the noise floor. Finally, with 

a good fit of the simulation data to the experimental data, for both phase noise spectrum and     , we 

were able to determine the couplers’ coupling coefficients (   and    = 14% ± 0.4 %) and the couplers’ 

excess losses (   and    = 0.59 dB). The splices loss was determined to be close to 0.005 dB. 
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Fig.III. 4 Simulated (in blue) and experimental (in red) phase noise data; Simulations are only valid in the frequency 
range on which the phase noise is dominated by the white frequency noise contribution and the noise floor 

 Influence of the fiber ring length III.3.1.b

 As it has been already mentioned in chapter II, the FRR      increases when the fiber length 

increases. For example, a 1m-long FRR can feature a      of 2x108 at 1.55 µm if it is fabricated using 

symmetrical couplers with coupling coefficients of 1%. However, this      can increase to 5x109 if the 

resonator length is increased to 20 meter. In our optimization study, we have fixed the total length of 

the FRR to 20 meter and we have studied the influence of the other FRR parameters on the     

contribution.  

 Influence of coupling coefficients, couplers’ excess loss and the FRR loss III.3.1.c

 To study the influence of couplers’ excess losses and the FRR’s loss, we have calculated (Eq.III. 1) 

while considering that the FRR intrinsic loss is only due to splices loss (optical fibers are considered 

lossless). Moreover, we have fixed the offset frequency at 10 kHz in our calculations. 

 In Fig.III. 5 are presented the simulation results of the     contribution to the OEO phase noise 

and the      for different values of   ,    and   , versus the couplers’ coupling coefficients (   and   ). 

In our study, we consider that the two couplers are symmetrical (    =     and   =   ). 

 The results in Fig.III. 5 show that when couplers and fibers are considered lossless, the optimal 

coupling will only depend on the coupling coefficient, which has to be the lowest possible (   and    

near zero). On the other hand, for real values of the couplers’ and fibers’ losses, we can notice the 

presence of an optimal value regarding the couplers’ coupling coefficient for each set of values of   ,    

and   . 

 For example, when    is equal to 0.01 dB (a splices loss value that can be achieved when splicing 

two fibers) and    and    are equal to 0.1 dB each (commercially available), the optimal coupling 



Chapter III : Optoelectronic oscillator based on fiber ring resonator: optimization studies 

79 
 

coefficient that gives the lowest     will be equal to 1.3 % (-19 dB). On the other hand, and in the 

same loss conditions, the optimal coupling coefficient that gives the highest      will be the lowest 

possible (lower than -30 dB). This reveals the fact that a trade-off has to be made regarding the coupling 

coefficient in order to get the lowest     contribution while maintaining a sufficiently high      of the 

FRR.  

 

Fig.III. 5. Simulation results of the white frequency noise contribution and the optical quality factor, calculated 
versus the couplers’ coupling coefficient, while changing the splices loss and the couplers’ losses values 

 Finally, we have performed some simulations on the     contribution with    fixed to 0.02 dB, 

while changing the coupling coefficient and the couplers’ excess losses (see Fig.III. 6 (a)). In Fig.III. 6 (a) 

results, we can also notice the presence of an optimal value regarding the coupling coefficient for each 

set of values of    and   . 

 Likewise, Fig.III. 6 (b) presents some simulations that were made while considering the couplers 

to be ideal (   and    = 0 dB) and changing the coupling coefficient and the splices losses. Comparable to 

the previous case, there was also an optimal value regarding the coupling coefficient for each value of 

  . Moreover, Fig.III. 6 results show that the lower the couplers’ and splices’ losses are, the better it is to 

get a low     contribution to the OEO phase noise.  

 Of course, in what concerns the     , it strongly depends on the FRR intrinsic loss and the 

couplers loss. For example, if a 1% (-20 dB) coupling coefficient is used and    is fixed to 0.02 dB,      

can decrease from 5.5x109, when the couplers are lossless, to 0.1x109, when    and    are equal to 1 dB 

each (see Fig.III. 6 (a) and (b)). 
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Fig.III. 6. Simulation results of the white frequency noise contribution versus the couplers’ coupling coefficient while 

changing: (a) the couplers’ excess losses (the splices loss was fixed to 0.02 dB), (b) the splices loss (the couplers are 

considered lossless) 

 OEO based on the optimized 20m-long FRR III.3.2

 The optimized 20m-long FRR III.3.2.a

Thanks to our theoretical study, evaluating the     contribution, and all simulation results 

considered, we have designed and fabricated a new 20m-long FRR with a 1 % coupling coefficient and 

with    less than 0.01 dB, and    and    less than 0.05 dB each. 

We have then characterized this FRR using the microwave domain measurement bench. A 

resonance linewidth of 38 kHz has been measured, which means an optical quality factor of 5.1x109 at 

1.55 µm (see Fig.III. 7), and thus an     of 1720 m (see chapter II).  

Moreover, we have measured a 3.7 dB optical transmission loss. Using this transmission loss 

value, and taking into account an output coupler coupling coefficient of 1 %, we can estimate an      of 

~ 54 (17 dB). This      value has been also confirmed via ADS and Maple13 simulations. 

 

Fig.III. 7.     transmission response of the 20m-long FRR, characterized using the microwave domain technique 
described in chapter II 
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 Finally, with these interesting characteristics of the 20m-long FRR, a     contribution to the 

OEO phase noise is expected to be less than -130 dBc/Hz at 10 kHz offset frequency (see the green 

dashed curve in Fig.III. 8). This should lead to an important reduction in the OEO phase noise. 

 The 20m-long FRR based OEO phase noise results III.3.2.b

The 20m-long FRR has been used as the frequency stability element in the 10 GHz OEO. The OEO 

phase noise has been measured and the results are presented in Fig.III. 8 (blue curve), and then 

compared to the 10m-long FRR based OEO phase noise results (red curve). We can clearly witness the 

OEO significant phase noise reduction. A phase noise level of -115 dBc/Hz can be measured at 10 kHz 

offset frequency and about -40 dBc/Hz at 10 Hz offset frequency. The Leeson frequency confirms a     

of 2.5x105 at 10 GHz for our 20m-long FRR based OEO (Theoretically:         ~ 20 kHz; Experimentally: 

       ~ 25 kHz). 

 

Fig.III. 8. Phase noise spectra of the 10m-long FRR based OEO (in red) and the optimized 20m-long FRR based OEO 
(in blue). The green dashed curve shows the contribution of the white frequency noise of the 20m-long ring on the 

OEO phase noise calculated using (Eq.III. 1) 

 Results discussions III.3.3

The coupling optimization study of the FRR has revealed that in order to obtain a low phase 

noise when using the FRR in an OEO setup, we have to make a trade-off in the couplers’ coupling 

coefficient regarding the resonator transmission loss and its optical quality factor. The objective is to 

finally get a low     contribution to the OEO phase noise with a sufficiently high     . The efficiency of 

such an optimization has been validated through the fabrication and the use of the 20m-long FRR in an 

OEO setup, where a phase noise level of -115 dBc/Hz at 10 kHz offset frequency has been measured. 

Still, this phase noise result was far from our theoretical expectations. 

Actually, there is a very important issue that we have to mention here in what concerns the OEO 

phase noise spectrum we have measured using the 20m-long FRR. The phase noise data presented in 
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Fig.III. 8 were the best results that we have been able to obtain using this FRR. The 20m-long FRR based 

OEO phase noise measurements have been performed while using a very low optical power at the FRR 

input (less than -10 dBm) in the OEO loop (the     was obviously degraded in this case). This is because 

we have noticed that, in this oscillator, when the optical power increases the OEO phase noise increases 

as well. 

In fact, we have found that the very high      of the 20m-long FRR and its high      lead to the 

generation of many nonlinear optical effects inside the resonator, especially the stimulated Brillouin 

scattering. These effects were found to be the main contributors to the OEO phase noise degradation. 

Moreover, the resonator      has degraded a few months later to around 3.5x109. This was likely due to 

the extremely high intra-cavity power that was building up inside the resonator (e.g. a 10 mW of optical 

power at the resonator input means approximately a 540 mW inside the resonator at resonance, which 

is much higher than what optical fiber couplers can handle (the optical couplers power limit is around 

300 mW)). Consequently, the nonlinear optical effects generated inside this FRR have been the field of 

many studies, which are detailed in the next chapter. 

Aside from these nonlinear optical phenomena, there were many other noise conversion 

processes which needed further investigations. We can especially mention the laser AM and FM noise 

conversions to RF phase noise by different means inside the OEO setup. These noise conversions have 

been studied and are detailed in the next section. 

 Laser amplitude and frequency noise conversions inside the OEO setup III.4
The laser noise seems to be a very important parameter to scale in RF over fiber (ROF) links and 

optoelectronic systems like OEOs, particularly the laser noise conversion processes into RF phase noise. 

The importance of such processes is attested by the numerous studies we can find in the literature on 

this subject [5]-[10]. These studies have investigated the different means by which the laser AM and FM 

noise conversion processes could take place, and their effect on the phase noise of a transmitted (or 

generated) RF signal. For this reason, we have investigated the different noise conversion processes that 

can occur in the special type of OEOs we are using, the FRR based OEO. 

Actually, even if the FRR is used in the OEO setup as the frequency stability element, it may also 

degrade the OEO phase noise if all the different elements in the OEO setup are not properly adjusted. 

 Laser noise conversions through fiber chromatic dispersion III.4.1.a

Recently, it has been reported by Volyanskiy et al. [9] that laser’s wavelength fluctuations 

conversion into RF phase noise, in delay line based OEOs, could be further increased by the chromatic 

dispersion(  ) of the optical fiber used as the delay element. Actually, in these OEOs, the laser optical 

frequency fluctuations (     ) are converted into delay fluctuations (     ) via the fiber dispersion, and 

therefore into RF phase fluctuations (    ). In addition, this contribution to the OEO phase noise has 

been found to be proportional to the product     . From [9], this noise conversion relation is given by: 
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       (Eq.III. 6) 

In (Eq.III. 6), it is clear that one efficient solution to reduce this noise contribution is the use of 

zero-dispersion fibers or the use of a laser wavelength near the zero-dispersion point of single mode 

optical fibers (~1.33 µm). When using a zero-dispersion fiber instead of SMF, Volyanskiy et al. [9] have 

observed a 10 dB reduction in the phase noise of a 4 km delay line based OEO. On the other hand, they 

have reported that the laser RIN has only a minor influence on the RF phase noise. 

Of course, this noise conversion process may similarly occur in our FRR based OEO because the 

resonator cavity is also a delay element and the optical fibers we use to fabricate the FRR have a 

dispersion   =17 ps/nm.km. Unfortunately, and particularly in the FRR case, using a zero-dispersion 

fiber (or working near the zero-dispersion point) will intensify the nonlinear optical phenomena. These 

phenomena have been found to be the main cause of the FRR based OEO phase noise degradation, as 

we will see later in the next chapter. Therefore, no current action has been taken to reduce the optical 

fiber’s chromatic dispersion in our FRR based OEO. 

 Laser noise conversions through the FRR III.4.1.b

Because the FRR based OEO is a more complex system than conventional delay line OEOs, and in 

order to evaluate the laser FM noise conversion through the resonator, we have used a dedicated 

simulation approach: the OEO ADS model which has been detailed in chapter II. 

To simulate the effect of the PDH loop on the laser frequency stability when the laser is 

stabilized to the FRR, and therefore the effect of the PDH loop on the output RF signal stability, the OEO 

open-loop response has been simulated. Like in the real case, a MZM linear modulation has been used. 

As a result, the modulated laser carrier features two optical sidebands which simultaneously go through 

two lateral modes of the resonator. This process gives birth to a unique microwave mode at the 

photodiode output, which results from the two optical modulation sidebands and the laser carrier folded 

one onto the other.  

During the simulations, we have first stabilized the laser carrier onto the center of the optical 

resonance, and then we have shifted the carrier onto one of the optical resonance edges (the right edge 

or the left edge). The stabilization to the resonance edges results in a complete deformation of the 

resonance RF amplitude response (a splitted resonance) and therefore a     factor degradation. 

Moreover, the RF phase transition response at the resonance becomes less sharp, with two phase 

transitions corresponding to the two “resonances” of the splitted resonance (see Fig.III. 9). 
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Fig.III. 9. Experimental and simulated RF amplitude and phase responses of the resonance. Quantitatively, ADS 
simulation results and experimental results both show that the resonance RF amplitude and phase responses are 

deformed when the laser is stabilized onto one of the edges of the optical resonance. See also Image 8 in appendix C 

These results have been also validated experimentally by changing the PDH loop’s stabilization 

set-point in order to stabilize the laser frequency onto one of the optical resonance edges and then 

recording the photodiode’s amplitude and phase responses using the microwave domain 

characterization bench. The experimental results are depicted in Fig.III. 9.  

Quantitatively speaking, the contribution impact is not the same between the simulation results 

and the experimental results (due to the improvement work that has to be made on the OEO ADS 

model). Despite that, these simulations have confirmed that the laser FM noise could be converted into 

RF AM and PM noise inside our OEO setup, through the FRR. Indeed, a shift in the laser frequency results 

in a deformation in the RF amplitude and phase responses. Furthermore, the experimental results have 

confirmed that the PDH loop is a critical parameter that must be carefully adjusted to prevent this type 

of noise conversion in the OEO oscillation loop (the best condition being the laser stabilized onto the 

center of the optical resonance). 

The conversion factor of the laser frequency noise into RF phase noise can be thus denoted by 

         . However, due to the fact that currently we cannot rely on ADS simulation results regarding 

this conversion factor, we have either to estimate it through our experimental results, or we can simply 
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rely on the fact that our PDH loop is well adjusted in such a way that the laser frequency is stabilized 

onto the center of the optical resonance and therefore           could be neglected in our noise 

calculations. 

Finally, the same simulations have been repeated by fluctuating the laser power and not its 

frequency (the laser was stabilized onto the center of the optical resonance) in order to simulate the 

laser AM noise (RIN) conversion into RF phase noise inside the OEO loop. Our simulation results have not 

shown any significant change in the RF response. However, it is important to mention that in our OEO 

ADS model the photodiode model was simplified. It was only based on a quadratic detector followed by 

a linear circuit to describe its frequency response. The nonlinear behavior of the photodiode 

capacitance, for example, has not been taken into account. 

 Laser noise conversions through the photodiode nonlinearity III.4.1.c

It is well known that the laser RIN is one of the limiting factors of signals transmission over 

optical fibers. It could play a role in both additive and multiplicative noise conversion processes. On one 

hand, this power fluctuations noise increases the link noise and mainly degrades its    . On the other 

hand, the baseband RIN can be up-converted into RF AM and PM noise via optical link nonlinearities, 

especially via the photodiode nonlinearity as it has been reported in delay line based OEOs in [10]. 

Therefore, we have experimentally studied the nonlinear behavior of our photodiode (Discovery 

DCS30S) versus the received optical power. The experimental bench is illustrated in Fig.III. 10. It uses a 

VNA to accurately characterize the photodiode’s S21 amplitude and phase responses (an averaging factor 

of 1000 has been used during the measurements). 

 

Fig.III. 10. Characterization bench of the photodiode’s amplitude and phase responses; VOA: variable optical 
attenuator 

First of all, the laser power has been set at its highest value, then the laser carrier has been 

externally modulated at 10 GHz by means of the MZM (the same frequency of the OEO oscillation 

frequency has been chosen because the photodiode nonlinear behaviour is also frequency dependent 

[11] and even bias voltage dependent). The driving 10 GHz RF signal comes from a calibrated vector 

network analyzer working in a CW mode. The amplitude and phase responses of the S21 parameter were 

accurately measured while changing the received optical power at the photodiode input. For this 

purpose, an optical variable attenuator has been used just before the photodiode and the MZM 

nonlinearity can be therefore discarded. The experimental results are presented in Fig.III. 11. 

The results of Fig.III. 11 show that at low optical input power, the RF power increases rapidly 

versus the received optical power following the well-known square low:          
  . However, near 

photodiode saturation, we can clearly observe the presence of a reduced slope in the RF amplitude 

MZMLaser
(2) RF input (1) RF output

Vector Network Analyzer
PDVOA
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response versus the received optical power. This photodiode behavior is due to the fact that below 

saturation, the number of electron–hole carriers in the photodiode PIN increases when the optical 

power increases. On the other hand, when the photodiode saturates, the generated electron–hole 

carriers screen the external electric field of the reversed DC bias at the photodiode junction [12], so that 

an increase in the optical power does not result in the generation of additional RF power. 

 Consequently, the RIN-to-RF AM noise conversion factor, denoted          , could be reduced 

if we push the photodiode to saturation. However, a 25 mW optical power level is difficult to be 

achieved at the end of the OEO open-loop optical link. Moreover, at this optical power level, another 

conversion factor may appear. 

Actually, in addition to this RIN-to-RF AM noise conversion factor, the results in Fig.III. 11 show a 

more interesting nonlinear behavior of the photodiode, where two zero slopes in the photodiode’s     

phase response can be observed. 

 

Fig.III. 11. S21 RF amplitude and phase responses of the Discovery DCS30S photodiode, versus the received optical 
power; sixth order polynomial fit is used for both curves 

A quite similar behavior has been reported in [10], and it has been analytically described by 

considering the laser RIN conversion into RF phase noise. The open-loop RIN-to-RF phase noise 

conversion via the photodiode nonlinearity is given by: 

        
(  )               (  )           (      ) (Eq.III. 7) 
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where        
(  ) is the RF signal’s single-sideband phase noise at the offset frequency    from the RF 

carrier, resulting from the laser RIN conversion through the photodiode nonlinearity.          being 

the RIN-to-RF phase noise conversion factor in decibels: 

          
    

 

 
 (

    

     
)

 

 (Eq.III. 8) 

where 
    

     
 is the RF phase-to-optical power slope (in rad/mW). 

 The polynomial fit of the photodiode     phase response has been used to calculate (Eq.III. 8) (in 

decibels) versus the received optical power (in mW). The results of this calculation are illustrated in 

Fig.III. 12. They show that          could be reduced by 38 dB if a 7 mW optical power is received by 

the photodiode (a          of -62 dB can be obtained; logically, this value should tend to minus infinite 

because we have a zero conversion slope at 7mW, but we have used here a large sampling step to do the 

calculation). This being said, our laser high frequency RIN level, which is around -150 dB/Hz, will be 

converted to a RF phase noise level that is below -210 dBc/Hz.  

 

Fig.III. 12. RIN-to-RF phase noise conversion factor of the Discovery photodiode DCS30S, versus the received optical 
power; sixth order polynomial fit is used 

 Such a RIN-to-RF phase noise conversion level is far below the other noise contributions (Shot, 

thermal and laser noise contributions) generated at the photodiode in this power conditions (at an 

optical power level of 7 mW, (Eq.III. 2) gives a     level of -148 dBc/Hz), at least for the high frequency 

part in the RIN spectrum. 

 However, the RIN-to-RF noise contribution to the close-in RF phase noise spectrum could be 

much higher. Fig.III. 13 shows the calculation results of (Eq.III. 7) for different received optical power 

levels at the photodiode, taking into account the laser RIN measurements reported in chapter II (see the 
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blue dashed curve in Fig.III. 13). These results are compared to the laser RIN level and to the different 

    levels calculated using (Eq.III. 2) in the same power conditions. 

 We can see from Fig.III. 13 results that among the aforementioned photodiode’s noise 

contributions (thermal, shot and laser noise contributions), the contribution of the laser RIN converted 

into RF phase noise through the photodiode nonlinearity is usually dominant in the close-in RF phase 

noise spectrum, unless if the received optical power is around 7 mW. At offset frequencies above 1 kHz, 

the other noise contributions are dominant. Finally, it is clear that the lowest RIN-to-RF phase noise 

conversion can be obtained if a 7 mW optical power level is received at the photodiode. 

 

Fig.III. 13. Calculation results of (Eq.III. 7) for different received optical power at the photodiode, taking into 

account the laser RIN measurements reported in chapter II. The noise to carrier ratio is also calculated for each case. 

Furthermore, knowing that the RIN-to-RF phase noise conversion affects much more our OEO 

phase noise than the RIN-to-RF amplitude noise conversion, and that a 7 mW optical power at the end of 

the OEO optical link is possible, we have chosen to work at this optical power in our new OEO based on a 

100m-long FRR. This 100m-long FRR based OEO will be detailed and discussed in the next chapter. 

Unfortunately, in the case of the 20m-long FRR based OEO, a 7 mW optical power is far from 

being achieved. In fact, the laser carrier saturates when passing through this FRR because of the 

generation of different nonlinear optical effects inside the resonator at very low power thresholds, (as 

low as -10 dBm for the stimulated Brillouin scattering). In these conditions, only 0.7 mW optical power 

can be obtained at the photodiode input (a -13.5 dBm optical power can be obtained at the FRR output, 

it will be then amplified to 1.5 dBm by the EDFA amplifier (      = 15 dB), then splitted equally by the 

optical coupler at the EDFA output where finally one part is sent to the photodiode input and the other 

part is sent through the out-of-loop optical link to perform the phase noise measurements; see the OEO 

schematic in chapter I). 
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Therefore, from Fig.III. 12, the RIN-to-RF PM noise conversion factor will be equal to -46 dB and 

our laser RIN level will be converted to a higher RF phase noise level than the one obtained in the case of 

a 7 mW received optical power (see Fig.III. 13). 

 Finally, one has to take into account that the RIN-to-RF phase noise conversion via the 

photodiode nonlinearity, calculated from (Eq.III. 7), is in an open-loop configuration. Once the OEO loop 

is closed, this equation must be included in Leeson’s model to take into account the FRR loaded quality 

factor     as already explained in chapter I, and used in section III.2.4 for the RF amplifiers case, to 

finally get an estimation of the open-loop to closed-loop phase noise conversion. 

 Conclusion III.5

In this chapter, we have evaluated the white frequency noise contribution to the FRR based OEO 

phase noise. We have shown that there is a trade-off to be made regarding the resonator coupling 

coefficients in order to get a satisfying      and a low noise to carrier ratio at the same time, which 

should lead to a low white frequency noise contribution. Thanks to this study, an important reduction of 

the OEO phase noise has been demonstrated using an optimized 20m-long FRR. 

Despite this result, the obtained OEO phase noise was still far from our theoretical expectations. 

We have therefore investigated the different noise conversion processes that can take place in the OEO 

setup. We have mainly studied the conversions of the laser noise into RF amplitude and phase noise 

through optical fiber chromatic dispersion, the FRR itself (via the PDH laser stabilization loop) and the 

photodiode nonlinearity. 

Our noise studies have revealed that the laser frequency noise can be converted into OEO phase 

noise via the FRR when the laser is not properly stabilized onto the center of the optical resonance via 

the PDH loop. Furthermore, we have found that the laser relative intensity noise (RIN) can be up-

converted into microwave amplitude and phase noise via the photodiode nonlinearity. A photodiode 

optimal optical power working point, at which the photodiode RIN-to-RF phase noise conversion could 

approximately vanish, has been identified. 

Still, and despite all these studies, another important noise contribution to the OEO phase noise 

has to be studied: the nonlinear optical effects generated inside the FRR because of its very high      

and intra-cavity power enhancement factor. 
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 Nonlinear optical effects generated in the 20m-long FRR and OEO Chapter IV

phase noise degradation 

 Introduction IV.1

In optical fibers, many nonlinear optical phenomena can occur, especially when high optical 

power levels are used [1]. Compared to bulk mediums, optical fibers are ideal for the outbreak of 

nonlinear optical mechanisms; this is due to two important factors: they feature ultra-low attenuation 

coefficients and they have small core diameters. Among these nonlinear optical mechanisms we can 

especially mention the Rayleigh, Brillouin and Raman scatterings, which have two scattering modes each: 

spontaneous and stimulated scatterings. These mechanisms depend on molecular or density variations 

of silica in optical fibers. Furthermore, another nonlinear optical effect could be generated in optical 

fibers: the four-wave mixing. These scattering mechanisms are almost all power dependent and they are 

capable of inducing noise in the spectra of optical signals travelling through the optical fiber. This fiber-

induced noise limits the      factors of fibered resonators and degrades low-noise signals transmitted 

via optical fibers [2]. To these nonlinear mechanisms we can also add the Fresnel back-reflection at the 

fiber end faces. Even not considered to be a nonlinear effect, the Fresnel back-reflection can also induce 

interferometry noise in fibered optical links. 

RF-over-fiber links usually requires relatively high laser carrier power in order to increase the 

spur-free dynamic range and reduce the noise figure. On the other hand, this high power level leads to 

nonlinear scattering mechanisms and induces additional noise on the optical signal traveling through the 

fiber. This additional optical noise is then converted into RF noise after being detected by the 

photodiode. 

In the previous chapter, we have found that many noise conversion processes could degrade the 

OEO phase noise. In spite of that, nonlinear optical scattering mechanisms generated inside the high 

     FRR, seemed to be the main reason behind most of the     excess noise observed in our OEO. This 

has led us to deeply investigate the nonlinear optical effects generated inside the 20m-long FRR, 

especially on the stimulated Brillouin scattering and the stimulated Rayleigh scattering. The aim was to 

understand these processes, then to find the optimal solution that leads to an optimized FRR featuring a 

very high      and which will be immunized against the nonlinear optical phenomena. 

In this chapter, we first give a description of each of the nonlinear optical phenomena and on 

their possible contributions to the noise induced in our FRR based OEO. After the descriptions, we 

demonstrate how these nonlinear optical effects, especially the stimulated Brillouin scattering, could be 

useful to generate high power and high spectral purity millimeter wave signals. Then we present the 

different methods used in the literature to suppress these nonlinear optical effects in optical fibers, and 

we describe the suppression method we have used in our FRR. Finally, an optimized and immunized FRR 

is fabricated and a significantly reduced FRR-OEO phase noise level is measured. 



Chapter IV : Nonlinear optical effects generated in the 20m long FRR and OEO phase noise degradation 

92 
 

 The Brillouin scattering in the FRR based OEO IV.2

The stimulated Brillouin scattering (SBS) results from a stimulated inelastic scattering in which an 

optical field transfers a part of its energy to the nonlinear medium and thus creates, then interacts with, 

medium density variations that changes its frequency and its traveling direction. SBS is one of the first 

nonlinear optical effects studied in optical fibers. It has been first used in many remarkable applications 

such as Brillouin lasers, Brillouin amplifiers… Nevertheless, more recently, it has been found that SBS 

could be an important source of optical fiber induced noise. Therefore, a large number of scientists in 

the optoelectronics field were interested by the SBS noise aspect. Since then, many studies were 

reported on SBS noise in single-path-geometry (SPG) optical fibers and low noise RF-over-fiber links. 

However, we can barely find some studies on SBS behavior and SBS noise in FRRs in the literature. We 

have thus tried to theoretically and experimentally describe the SBS behavior in the FRR in order to find a 

way that leads to a complete suppression of the SBS and its noise induced in the FRR, while maintaining 

a high     . 

 Brillouin scattering in optical fibers and FRRs IV.2.1

Theoretically predicted by L. Brillouin in 1922 [3], SBS was firstly observed in quartz and sapphire 

crystals in 1964 [4], and has been extensively studied in optical fibers since then [2] [5] [6]. This 

scattering phenomenon is recognized to be the dominant nonlinearity in optical fibers. 

 Brillouin scattering theory IV.2.1.a

The Brillouin scattering is caused by the interaction between a light wave (laser carrier) and an 

acoustic wave existing already at the optical medium thermal equilibrium. This acoustic wave travels at 

the sound speed in the optical fiber (    ~ 6 km/s) and produces a periodic modulation of its refractive 

index. The index periodic modulation acts like a moving fiber Brag grating (FBG), also known as 

propagating density waves or acoustic phonons, and it refracts a part of the incident light wave. This 

interaction creates a scattered wave and in this case we are in the spontaneous regime. Still, this regime 

refers to the process where the optical material properties are not affected by the presence of the 

incident light wave. 

In optical fiber, Fig. IV. 1, the acoustic wave frequency (   ) depends on its speed in the fiber 

(   ), the fiber effective refractive index ( ), the laser carrier wavelength (  ) and the scattering angle ( ) 

between the wave vectors of the carrier and the scattered wave. It is given by the relation below: 

           
 

  
    (

 

 
) (Eq.IV. 1) 

From this relation we can see that in optical fiber, the backscattered Stokes wave is privileged 

and is frequency downshifted from that of the incident light wave by an amount    set by the nonlinear 

medium characteristics (   ~    ). From (Eq.II. 1), this frequency shift is about 11 GHz in silica fibers [1]. 

This negative frequency shift (Stokes wave) is caused by the Doppler effect of the interaction between 

the light wave and the acoustic wave part (the moving Brag mirror) travelling in the same direction of the 

light [7]. However, a very weak scattered wave travelling in the same direction of the Stokes wave, called 
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anti-Stokes, but up-shifted in frequency by   , can be also generated. Its positive frequency shift is due 

to the interaction between the light wave and the acoustic wave part travelling in the opposite direction. 

 

Fig. IV. 1. Wave vector diagram illustrating SBS efficiency in the backward direction in the optical fiber 

At a critical incident light wave power, called SBS threshold (    ), the nature of the scattering 

process grossly modifies the optical properties of the medium where the interference between the 

Stokes wave and the incident light wave amplifies the acoustic wave through electrostriction. The 

electrostriction is the tendency of materials to become denser in regions of high optical intensity [8]. 

Consequently, the scattered wave becomes more intense and reinforces the interference and so on; we 

are thus in the stimulated regime. 

One of the SBS penalties in optical links is the carrier depletion. This optical carrier depletion 

occurs at power levels above the      because a large part of the additional optical power injected in 

the fiber is converted to the Stokes wave via the electrostriction process (the anti-Stokes wave 

contribution to the scattering process is very weak as we have mentioned above). Furthermore, when 

the Stokes wave power exceeds the medium’s     , it creates a second order Stokes wave downshifted 

in frequency from the first Stokes wave by   , and thus by 2   from the incident light wave. The 

theoretical spectral representation of the first and second order SBS waves (Stokes and anti-Stokes 

waves) is illustrated in Fig. IV. 2. This illustration also includes the SBS own Rayleigh-scattered waves with 

their small frequency shift (few kHz). Moreover, the travelling directions of all these scattered waves are 

the same as in a FRR, and are represented in Fig. IV. 3. The Rayleigh scattering will be discussed in 

section IV.3. 
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Fig. IV. 2. Optical spectrum representation of the first and second order SBS waves and their own Rayleigh-scattered 
waves generated in an optical fiber. Stokes and anti-Stokes terms in this scheme refer to SBS waves only 

 In the FRR, due to its architecture and the scattered waves travelling directions, the different 

spectral components represented in Fig. IV. 2 will get out from the FRR through different outputs, (see 

Fig. IV. 3 and Fig. IV. 4). The SBS odd orders gets out from the resonator’s second output and SBS even 

orders gets out from the resonator’s third output. This fact will help us in easily distinguishing and 

characterizing them in the FRR, as we will see later in section IV.2.3. 

 

Fig. IV. 3.  Double directional coupler fiber ring resonator and the generation of nonlinear optical effects inside. The 
travelling directions of these waves are illustrated.  Stokes and anti-Stokes terms refer to SBS waves only 
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Fig. IV. 4. Optical spectrum representation of the FRR’s second and third outputs when the second order SBS is 
generated. Stokes and anti-Stokes terms refer to SBS waves only 

 Stimulated Brillouin scattering (SBS) threshold definition IV.2.1.b

Many theoretical studies have been made to describe the Brillouin scattering behavior in optical 

fibers [1], [5] - [8]. Still, these studies were always based on approximations. We can find that they were 

not in agreement with each other most of the time, especially in what concerns the Brillouin scattering 

threshold definition [9], its theoretical evaluation [10] and its experimental evaluation methods [11].  

Even though, we can find an old common      definition that used to be accepted by the 

scientists in the field. It defines the      in optical fiber as the power input at which the scattered 

power measured at the fiber input becomes equal to the transmitted power measured at the fiber 

output, [1]. Although based on approximations, leading to less accuracy, this definition seems to be 

adequate for our aims. Actually, in our FRR based OEO setup, all what we need to know is the optical 

power at which the first SBS wave is generated. From [1], this      definition is given for a SPG fiber by: 

                
      

       
  (Eq.IV. 2) 

where 21 is an approximation factor [10], and      (m²) is the fiber effective core area, it is given by:  

            (Eq.IV. 3) 

where   (m²) is the mode radius (or light spot size radius), that equals to the half of the mode field 

diameter. 

In  (Eq.IV. 2),    is the maximum Brillouin gain value for silica fibers (  ~ 4.10-11 m/W),   is the 

polarization factor {  = 1 in P-M fibers, where the laser carrier and Stokes wave interaction is maximum 

(due to the polarization state match between the two travelling waves), and   = 1.5 in single mode SMF 

fibers} and      is the fiber effective length.  

The nonlinear interactions in the optical fiber depend on the fiber effective length. The longer 

the effective length is, the more the interactions are efficient and the worse the effects of nonlinearity 
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are on the transmission link. This effective length depends on the fiber physical length (L) and its linear 

loss (  ). It is given by: 

      
        

  
  (Eq.IV. 4) 

Using  (Eq.IV. 2),  (Eq.IV. 3), and  (Eq.IV. 4), with   = 20 m,    = 1.15 10-4 m-1 and      = 86 µm², 

we get a      of             = 2.27 W (33.5 dBm). 

The      in SPG optical fiber is drastically reduced if the same fiber length is used in FRR 

geometry and the      reduction factor is directly linked to the resonator     . Actually, if we consider 

the FRR equivalent length defined in (chapter II), we can extend equation  (Eq.IV. 2) to estimate the SBS 

intra-cavity power threshold (          ) in a FRR.      in  (Eq.IV. 2) can be thus replaced by the 

resonator equivalent length Leq given in function of its quality factor in (chapter II). The FRR intra-cavity 

     will be then as follows: 

               
      

      
  (Eq.IV. 5) 

Using  (Eq.IV. 5) for the 20m-long FRR case with      = 3.5x109, and thus an equivalent length  

Leq =1180m,            will be around 38 mW (15.8 dBm), instead of 2.27 W (33.5 dBm) for the same 

fiber length in SPG. 

However,  (Eq.IV. 5) gives only the intra-cavity      and not the SBS input threshold. In order to 

get the resonator input power     , (         ), we have to use the relation given in [12] which gives 

an approximation of the power enhancement factor between the input power and the circulating power 

inside the resonator: 

 
          

         
 

    

    
  (Eq.IV. 6) 

In our 20m-long FRR, the C1 coupler fractional power loss (γ1) was around 0.7% (0.03 dB) and its 

transmission coefficient (  ) was around 98.1%.           will be then 52 times (17.1 dB) lower than  

          , (a power enhancement factor of ~54 was also simulated using ADS) with a value of 0.73 mW  

(-1.4 dBm). 

If we compare           and            , we will find a      reduction factor of 3109  

(34.9 dB) between the 20m-long fiber length in SPG and the same fiber length in FRR geometry, (of 

course, the FRR geometry must be optimized in order to get a very high     , thus a very long Leq). Such 

a significant      reduction in a FRR will make it unfortunately very harmful to our OEO at 10 GHz 

frequency because this means the presence of high order Brillouin lines in the optical spectrum, thus in 

the RF spectrum of the OEO (~11GHz, 22 GHz…), see Fig. IV. 2. 
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 SBS frequency shift and gain spectrum characterization in the 20m-long FRR IV.2.2

In order to inspect the SBS generated inside the FRR, we had to firstly know its frequency shift 

and gain spectrum. In fact, many Brillouin gain spectrum (BGS) full width at half maximum values have 

been reported in the literature for silica fibers: Δ𝝂B = 20 MHz in [5] for SMF28 fibers and  

33 MHz in [13] for P-M panda fibers, but less than 10 MHz in [14] also for a P-M fiber. Due to these 

different reported values, we have chosen an accurate method, well described and explained in [7] and 

[15], to measure the BGS in our 20m-long resonator under test (RUT). 

Of course, in [15], the method is used to describe the BGS in SPG fibers. However, the FRR 

frequencies are discrete, so the resolution of the BGS characterization method will depend on the 

resonator    . In the 20m-long FRR, the     is around 10 MHz, therefore the use of this method can 

give us a measurement point each 10 MHz frequency step. Despite that, these measurement points are 

enough to predict the Brillouin gain characteristics in our FRR. The experimental measurement bench is 

presented in Fig. IV. 5. 

The only difference with [15] is that the SPG optical fiber is replaced by the FRR geometry and 

that we have to use a very low carrier power at the resonator direct input in order to generate only the 

spontaneous Brillouin scattering at the beginning and not the SBS. This is because of the FRR intra-cavity 

power enhancement factor (~54). 

Furthermore, the laser carrier is stabilized onto the resonator using the PDH loop, and the carrier 

is phase-modulated at 10 MHz frequency via the EOM used for this purpose. Interestingly, it seems that 

this phase modulation has no suppressing effect on the SBS (neither on the Rayleigh scattering) in our 

FRR, contrarily to what it is usually observed in SPG fibers, [2]. 

The MZM DC bias voltage is set in order to get a double sideband suppressed carrier modulation; 

this prevents the interference between the laser carrier’s two parts circulating inside the resonator in 

opposite directions. The BGS is then measured by sweeping the RF driving frequency of the MZM. We 

also use a low RF driving power to get low optical power modulation sidebands, henceforward to be sure 

that the resulting RF signals visualized at the electrical spectrum analyzer (ESA) are the result of the BGS 

amplification. 

When the wavelength of the modulation upper sideband (USB) falls within the BGS, it takes 

benefit of its gain and it is thus amplified by the process called Brillouin selective sideband amplification 

(BSSA) [16]. In this architecture, many optical interactions occur as follows: the direct propagating laser 

carrier (DPC) generates the spontaneous BGS inside the resonator, then the (counter-propagating) 

modulation USB interacts with the DPC and grows exponentially via the BSSA and the electrostriction 

processes, (the DPC is thus depleted), depending on the modulation frequency position regarding the 

BGS frequency shift. 

Similarly, the LSB of the modulation can feed the DPC by the same processes, but this case is 

insignificant because the LSB power is very low. Finally, the beat note of the DPC and the SBS waves from 

the resonator’s both outputs on a fast PD provides an accurate scan of the BGS using the ESA. 
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Fig. IV. 5. FRR Brillouin gain spectrum characterization bench. PC: polarization controller; C3dB: 3dB coupler; RUT: 
resonator under test; LSB: lower sideband; USB: upper sideband 

The characterization of the BGS in the FRR has led us to the same conclusion reported in [15] 

about the polarization dependence of the BGS. We have thus set the polarization of the MZM output and 

the laser carrier at the FRR inputs in order to get the maximum BGS. The results of the 20m-long FRR BGS 

characterization are depicted in Fig. IV. 6. 

 

Fig. IV. 6. 20m-long FRR Brillouin gain spectrum characterized using the experimental setup of Fig. IV. 5. We sweep 
the RF modulation frequency and we take an acquisition on the ESA at each resonator resonance. We manage the 

polarization of the laser carrier in order to get the maximum BGS. 
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Fig. IV. 6 results give a Brillouin frequency shift of 10.868 GHz and a gain      of about  

12 MHz. Thus, we are sure to get a quasi-single mode Stokes wave operation inside the resonator with a 

good rejection of the Brillouin superior sidebands (at least 20 dB rejection of the first sidebands; see the 

A7 acquisition in Fig. IV. 6). 

 SBS power characterization in the 20m-long FRR IV.2.3

The power of the different SBS Stokes waves generated inside the resonator were measured, 

until the fourth order, in function of the laser input power in the optical domain. We used the 

experimental setup depicted in Fig. IV. 7. Also, the same setup is used to characterize both optical and RF 

spectrums at the resonator’s combined outputs.  

First, the laser (pump) beam is split equally by means of a 3dB optical coupler. The first part is 

sent to the resonator input and the second part is sent to an optical power meter in order to know 

exactly the power level we are injecting in the resonator. The different measurements are then 

performed at the resonator’s outputs. The optical measurements and spectrum characterization were 

performed using an Agilent HP 86142A optical spectrum analyzer (OSA) with 0.06 nm resolution and  

±1 dB amplitude precision. The RF spectrum characterization was performed using a Rohde & Schwarz  

67 GHz ESA. 

 

Fig. IV. 7. Experimental setup for power and spectrum characterizations of nonlinear optical effects in the FRR. VOA: 
variable optical attenuator; PD: photodiode; C3dB: 3dB coupler; •••: optical switch (or coupler). Stokes and anti-

Stokes terms refer to SBS waves only 

Fig. IV. 8 shows the measured power levels of the first four SBS Stokes waves, the laser carrier 

and the laser’s Rayleigh scattered wave. Certainly, it will be impossible to distinguish each spectrum of 

these different optical components if we rely only on the OSA resolution. But the resonator geometry 

helps to easily distinguish between them because of their different travelling directions (see Fig. IV. 3). 

At very low input power (-12 dBm), when there is almost no additional nonlinear loss, the ring 

loss between the input port and the third output port was around 3.7 dB. From Fig. IV. 8, the 
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experimental first      is around -3.5 dBm according to the definition in [1] for SPG optical fibers (     

= the power input at which the scattered power measured at the fiber input becomes equal to the 

transmitted power measured at the fiber output). This seems to fit with our theoretical approximation on 

the FRR      in  (Eq.IV. 5) and  (Eq.IV. 6), with 2.1 dB error. This error could be due to the OSA power 

measurements accuracy or to the      definition in [1], which is still an approximation. Indeed, even 

with 5 dB under the -3.5 dBm input power value, we can always notice that the first Stokes wave is 

already in a stimulated regime and that the laser output starts to saturate at -8 dBm of input laser power 

because of the SBS, which starts to convert the laser additional input power via electrostriction. It is 

obvious that this carrier depletion causes the degradation of the optical link’s noise to carrier ratio. 

The first Stokes wave also starts to saturate, at -3 dBm of laser input power, when the second 

Stokes wave starts to be in a stimulated regime and converts the first Stokes wave power. The little 

increment in the laser output power between -3 dBm and -1 dBm input power levels is due to the second 

SBS anti-Stokes wave that overlaps with the laser carrier and increases its power (see Fig. IV. 4). 

 

Fig. IV. 8. Experimental power measurements results in the 20m-long FRR of the laser output, laser’s Rayleigh 
scattering and SBS waves, versus the laser input optical power 

 SBS spectrum characterization in the 20m-long FRR IV.2.4

The optical spectrum of the resonator’s combined outputs has been also measured on the OSA 

for different laser input power levels using Fig. IV. 7 experimental setup. Optical spectrum results are 

presented in Fig. IV. 9. The SBS odd orders gets out from the resonator’s second output and SBS even 

orders gets out from the resonator’s third output, as already illustrated in Fig. IV. 3. These different SBS 

orders were spaced by 0.088 nm (10.86 GHz) from each other. Interestingly, the seventh SBS order can 

be generated with less than 10 mW (10 dBm) laser input power. This seventh mode features less than  
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8 dB power gap with the laser output power, and is frequency spaced by ~ 76 GHz from the optical  

carrier(0.616 nm). 

Finally, the beat note of this optical spectrum, at 10 dBm input power, has been also measured 

on the 67 GHz ESA using a fast photodiode (U²t PD, with 70 GHz bandwidth). Results are presented in  

Fig. IV. 10. 

 

Fig. IV. 9. Multiple acquisitions for the optical spectrum at the 20m-long FRR’s combined second and third outputs, 
for different laser input power levels 

 

Fig. IV. 10. SBS RF spectrum at the 20m-long FRR’s combined second and third outputs, for a 10 dBm laser input 
power. Span =67 GHz; RBW = 300 kHz; VBW = 20 kHz 
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The stability of the whole RF spectrum shown in Fig. IV. 10 and each of the Stokes waves 

depends on the resonator thermal stability, and especially on the laser stabilization to the resonance 

center by means of the PDH loop. The use of such nonlinear optical effect to generate high spectral 

purity millimeter wave signals at 76 GHz and above could be very appealing. Furthermore, it is 

interesting to see that the spectral linewidth of these Stokes waves seems to be in the range of few kHz. 

This is due to the resonator’s narrow bandwidth filtering effect, as a result of its very high     . 

Fig. IV. 11 shows the RF spectrum resulting from the beat note of the first SBS Stokes wave and 

the laser carrier at the resonator’s combined outputs. It has a      of only few tens of kHz (~ 25 kHz). 

Indeed, it has been reported in [17] - [20] that the laser phase noise is transferred to the emitted SBS 

Stoke wave after being strongly reduced and smoothed and that the linewidth of the Stokes wave 

becomes narrower than that of the pump laser. Thus, we have used the Brillouin effect and the BSSA 

process to generate high power and high spectral purity millimeter wave signals. This study is well 

detailed in section IV.5 and published in [21]. 

 

Fig. IV. 11. RF spectrum resulting from the beat note of the first SBS Stokes wave and the laser carrier at the 
resonator’s combined second and third outputs. Span =1 MHz; RBW = 1 kHz; VBW = 200 Hz 

 Laser RIN degradation caused by the SBS IV.2.5

Other than the optical link     degradation, resulting from the SBS generation, leading to 

carrier depletion, we have found that the SBS can also affect the laser relative intensity noise (RIN). To 

do so, we have measured the laser RIN at the FRR third output while injecting a laser power higher than 

the first      at the resonator input (we put a slow PD at the FRR third output and we measure the RIN 

on the Agilent E5052B SSA using the baseband noise measurement option (BNA)),(see Fig. IV. 12). 

The RIN measurements are presented in Fig. IV. 13 where they show a high degradation in the 

laser RIN between the input and the output of the ring resonator. 
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Fig. IV. 12. Measurement bench used to evaluate the laser RIN degradation. See also Image 1 in appendix C 

 

Fig. IV. 13. Laser RIN degradation caused by the SBS generation inside the 20m-long FRR. The first Brillouin Stokes 
wave’s RIN was also measured at the FRR’s second output 

We have also measured the Brillouin first Stokes wave RIN (in the same way but at the FRR 

second output). We can see that its low frequency RIN is higher than the laser RIN. However, a lower 

Brillouin RIN than the laser pump has been reported in [18] and [19]. On the other hand, it has been 

reported in [20] that the Brillouin RIN becomes better than the laser pump’s RIN at higher offset 

frequencies. 

 OEO phase noise degradation caused by the SBS and the Rayleigh scattering IV.2.6

With all these SBS Stokes waves generated around the optical carrier, adding the weak 

(frequency up-shifted) anti-Stokes waves (Fig. IV. 2), the carrier depletion, the     degradation and the 

laser RIN degradation, we can expect that our OEO RF signal at ~ 10 GHz will be severely affected by the 

presence of the SBS in the FRR. More precisely, it will be affected by the nonlinear noise conversion 

processes between all these optical carriers. One of these processes is the DC noise detection by the 

photodiode of all these waves, which are again folded onto the RF carrier either by the photodiode 
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nonlinearity or inside the resonator through interference processes. Therefore, the phase noise of a  

10 GHz RF carrier of the 20m-long FRR based OEO has been carefully measured with an Agilent E5052 B 

signal source analyzer at different laser input power levels. The experimental results are depicted in Fig. 

IV. 14. The study is published in [22]. 

Fig. IV. 14 shows that the 1/f phase noise observed near the carrier is strongly related to the 

laser power. Indeed, we can clearly notice a significant reduction in the close-to-carrier OEO phase noise 

at low optical input power. This phase noise reduction can be about 30 dB at 10 Hz offset frequency 

between two input optical power levels:  2 dBm (above the second     ) and -10 dBm (under the first 

    ). The increment in the noise floor is a consequence directly linked to the     which degrades 

when the carrier power decreases. 

 

Fig. IV. 14. Phase noise reduction of a 20 meter-long fiber ring resonator based 10 GHz OEO, due to SBS weakening 
at low optical carrier power. However, the phase noise level remains far from theoretical expectations (dashed 

curve) 

Finally, Fig. IV. 15 shows that the SBS effect on the OEO phase noise can be also easily detected 

by just monitoring the OEO microwave spectrum behavior when operating at power levels above and 

under the     . The signal spectrum becomes clearly smoother at low input laser carrier power. 

These results clearly demonstrate that the optical power at the resonator input must be 

maintained below the first      to get an adequately low phase noise in a FRR-OEO. Our computations 

reveal that, even in this case, this measured phase noise level is not limited by RF amplifier’s noise (in the 

20m-long FRR OEO case). However, the obtained OEO phase noise shape is still unusual and higher than 

our theoretical expectations (for example, see the green dashed curve in Fig. IV. 14 related to the white 

frequency noise contribution), (see chapter III, and [23]). Some of the possible causes of this phase noise 
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shape and level are the stimulated Rayleigh scattering (STRS), the spontaneous Brillouin scattering and 

the other laser and PD noise conversion phenomena (as we have already explained in chapter III). 

 

Fig. IV. 15. OEO spectrum at 10 GHz: when operating above the first     , and the visible smoothing effect on the 
spectrum when the laser power is under the     . Span = 100 kHz; RBW = 100 Hz; VBW = 200 Hz 

In fact, when operating at low optical power, the SBS is reduced, but the spontaneous Brillouin 

scattering noise contributions still exist and the photodiode nonlinearity may increase because it could 

not be working at its optimal input optical power (see chapter III). This may lead to many AM and PM 

noise conversion processes. Moreover, as it has been reported in [2], the Rayleigh noise spectrum 

becomes broader at low optical input power. Therefore, it can affect the phase noise of the RF signal at 

higher offset frequencies. This last assumption can explain a main part in the OEO phase noise shape 

deformation. 

 The Rayleigh scattering in the FRR based OEO IV.3
Named in honor of Lord Rayleigh, who has first described the phenomenon in 1871, stimulated 

Rayleigh scattering was theoretically predicted [24] then observed [25] in liquids in 1967, then in gases in 

1968 [26]. It has been extensively studied in bulk materials since then [8]. Yet, the Rayleigh scattering 

and its applications and noise contribution have not been well studied in optical fibers until recently [27] 

- [30]. STRS is the elastic scattering of light in a medium composed of particles whose sizes are much 

smaller than the wavelength of the incident light photons (see illustration in Fig. IV. 16). Elastic scattering 

means that the light frequency is preserved after being scattered but its travelling direction changes. 

As we have previously seen in section IV.2.6, the STRS is suspected to play a role in the OEO 

phase noise degradation when the SBS is reduced. It could also have an impact on the phase noise shape 

deformation. Consequently, we have tried to describe its behavior in the FRR, based on the few studies 

that have been done on the subject in SPG fibers in the literature, in order to reduce its harmful effect on 

the OEO phase noise. 
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Fig. IV. 16. Rayleigh scattering in an optical medium 

 Rayleigh scattering in optical fibers and FRRs IV.3.1

The Rayleigh scattering occurs from random and non-propagating density fluctuations (that is 

why no significant frequency shift follows). This scattering effect is the key element that defines the 

linear loss    in optical fibers (about 96%) and the ultimate limitation in the      factor of optical ring 

and WGM resonators [31]. The spontaneous Rayleigh scattering is associated to density fluctuations, 

partly caused by local thermal instabilities in the optical medium [27]. These density fluctuations scatter 

the laser light wave travelling in the optical fiber or in bulk materials [8]. The electrostriction is the 

dominant effect that generates STRS in optical fibers, which has the potential to degrade the 

performance of low noise optoelectronic systems [28], [29], such as OEOs.  

On the other hand, STRS is not the dominant nonlinear optical effect. In fact, STRS is rapidly 

buried by the SBS because the SBS gain coefficient is two orders of magnitude higher than that of STRS in 

long fiber lengths. However, there is an exception for P-M fibers where only one order of magnitude gain 

difference exists between STRS and SBS (g ~ 1x10-12 m/W in P-M fibers; [27]). This is because STRS gain is 

polarization dependent like the SBS. In spite of this, STRS linewidth in optical fibers is much narrower 

than that of the SBS (~12 MHz) and it is in the order of tens of kilohertz. Therefore, it has been used to 

build single-longitudinal-mode lasers with very narrow linewidth [30], which are of considerable interest 

for many applications: optical precision metrology, high-resolution spectroscopy, sensors, and 

communication systems. Moreover, it has been reported in [2] and [30] that STRS linewidth decreases 

when the optical power increases. 

 STRS power characterization in the 20m-long FRR IV.3.2

In order to describe the STRS behavior in a FRR, we have first measured its power at the 20m-

long FRR second output versus the laser input power (see Fig. IV. 8). The STRS power increases with the 

laser input power but it saturates after the Brillouin scattering process starts to be stimulated. Such a 

Rayleigh-Brillouin scattering behavior has been already reported and thoroughly studied in SPG optical 

fibers [2], [27]. It has been noticed in [2] that at power levels above     , the SBS draws power away 

from the scattering process, thereby clamping the STRS gain. Besides this, it has been stated that both 

mechanisms can contribute to the noise induced in RF photonic systems, including delay line OEOs. 
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 STRS spectrum characterization in the 20m-long FRR IV.3.3

The STRS gain spectrum can experience anti-Stokes frequency shift due to a coupling between 

the spontaneous thermal fluctuations and the incident light wave. On the other hand, the STRS can 

experience Stokes shift due to electrostriction; these frequency shifts are of few kHz in P-M fibers and 

increase at high input optical power, as already observed in [27], [28], and through our experimental 

results using the FRR. It has been established that our FRRs are made of P-M fibers to prevent two 

polarization states behavior of the optical carrier inside the resonator. The high intra-cavity power inside 

the FRR will thus make the frequency shift of the Rayleigh scattering more visible.  

In order to describe the STRS spectrum behavior in the FRR, and since the STRS frequency shift is 

very weak, we have measured the STRS baseband noise at the resonator’s second output. The 

measurements were performed on the Agilent E5052B BNA. We have used almost the same 

measurement bench and principle as in [2] and [28] to investigate the STRS spectra in SPG optical fibers. 

It consists of a cross-correlation RIN measurement system with homodyne detection scheme, (see  

Fig. IV. 17). The coherent detection scheme is used to increase the sensitivity of electrical domain 

measurements. 

 

Fig. IV. 17.  Backscattered STRS spectrum measurement bench. VOA: variable optical attenuator; PDs: photodiodes; 
C3dB: 3dB coupler. See also Image 2 in appendix C 

We split off 10% of the laser carrier power, used as local oscillator (LO), and we send them 

directly to one of the inputs of a 2x2 optical coupler. The remaining 90% of the carrier power are sent to 

the resonator input. The input level is controlled using a calibrated variable optical attenuator (VOA). The 

carrier is then stabilized onto the resonator using the PDH loop. The backscattered STRS gets out 

naturally from the resonator at its second output and is sent to the other input of the 2x2 optical 

coupler. The two outputs of the coupler are then sent to a pair of balanced slow photodiodes. The 

output current from the balanced photodiodes is then proportional to the product of the STRS and the 

laser carrier amplitudes. The baseband noise is then measured using the BNA and the results are 

depicted in Fig. IV. 18. 

From these results, we can notice that the close-to-carrier noise (from 10Hz to 200 kHz offset 
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1.5 kHz and 60 kHz. Those two peaks testify the presence of the Rayleigh scattering in the noise 

spectrum; we therefore termed them the Rayleigh signature. Moreover, it has been found in [27] that 

the Rayleigh induced frequency shift is around 1 kHz in P-M fiber, and that it increases at high optical 

power. However, a 50 kHz Rayleigh induced frequency shift has been reported in [28] for single mode 

fibers. Both studies confirm the reading of experimental results we have obtained on the Rayleigh 

induced noise in the FRR. 

 

Fig. IV. 18. Baseband noise power spectra at the second output of the 20m-long FRR, measured in the electrical 
domain using Fig. IV. 17 setup 

 Laser RIN degradation caused by the STRS IV.3.4

Of course, the laser’s Rayleigh scattered wave is back-reflected and it naturally gets out from the 

resonator at its second output. However, as intended for our low noise applications using the FRR in an 

OEO setup, the most important parameter to scale is the STRS effect on the laser carrier directly 

transmitted through the resonator and getting out from its third output, especially on the laser RIN. We 

have therefore measured the laser RIN level and behavior at the resonator’s third output versus the 

optical input power (same scheme as in Fig. IV. 12). The laser carrier RIN results are depicted in Fig. IV. 19 

(for input power levels ranging from -20 dBm to -6 dBm) and in Fig. IV. 20 (for input power levels ranging 

from -6 dBm to 7 dBm). 

 First of all, to witness the noise induced by the Rayleigh scattering inside the FRR, the FRR was 

replaced with a 3.7 dB optical attenuator (simulating the same optical loss of the 20m-long FRR). We 

have then measured the laser RIN using a very low input power level (-20 dBm; far below the      to be 

able to discard the SBS effect on the laser carrier) (see Fig. IV. 19). 
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 Now, when the FRR is used, at the same input power level, the RIN spectrum was higher with a 

different noise shape and the Rayleigh signature clearly appears. We have then measured an almost 

uniform behavior of the RIN spectrum until -6 dBm input power. This excess in the RIN is generated 

inside the resonator bandwidth almost because of the Rayleigh scattering and thus it could directly affect 

our OEO phase noise. Yet, because of the resonator’s high     , this noise is filtered outside of the 

resonance bandwidth. 

 

Fig. IV. 19. Laser RIN power spectra at the 20m-long FRR third output, versus the input optical power (from -20 dBm 
to -6 dBm) 

Above -6 dBm input optical power, the RIN level and shape change dramatically (see Fig. IV. 20). 

These experimental results were repetitive. Also, we can see that the STRS signature is more present 

around 60 kHz offset frequency at high optical power levels. The peaks at 10 MHz frequency and its 

multiples correspond to the noise filtered by the 20m-long FRR resonances. 

The RIN behavior above -6 dBm input power is likely due to the SBS generation inside the 

resonator. Indeed, the second SBS Stokes wave appears at -5 dBm input power, (see Fig. IV. 8), and it 

gets out from the FRR at its third output. Therefore, its baseband noise is detected by the photodiode 

and mixes with the RIN of the direct transmitted laser wave (also affected by the laser’s Rayleigh 

scattered wave). To this process, we have to add the Rayleigh-scattered waves of the different even SBS 

Stokes waves. Consequently, the measurements of the STRS effect on the laser RIN are inaccurate above 

-10 dBm input power (the first     ). In order to be able to only measure the STRS contribution to the 

baseband noise, it is essential to use a narrow bandpass optical filter at the resonator outputs. This will 

filter all additional optical components, (eventually SBS Stokes and anti-Stokes waves), around the laser 

carrier and its own Rayleigh-scattered wave. 
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To sum up, if this laser carrier RIN degradation is combined with the photodiode’s RIN-to-RF AM 

and PM noise conversion coefficients (see chapter III), an increase in the OEO phase noise can be 

obviously expected. 

 

Fig. IV. 20. Laser RIN power spectra at the 20m-long FRR third output, versus the input optical power (from -6 dBm 
to 7 dBm). Frequencies are represented in logarithmic scale 

 Other nonlinear optical effects and scattering mechanisms inside the FRR IV.4
 As we have already mentioned, optical fibers have many important parameters that make them 

an ideal medium to generate nonlinear optical mechanisms. Two of the well-known nonlinear optical 

effects, other than SBS and STRS, are the Raman scattering and the four-wave-mixing. Finally, we can 

mention the Fresnel back-reflection at the fiber end faces as a scattering mechanism.  

 Fresnel back-reflection IV.4.1

Fresnel back-reflection causes light to change direction in an optical fiber and to return to the 

source and then to the photodiode. This results in the well-known interferometry noise in optical links. 

The Fresnel back-reflection occurs most often at the connectors interfaces where the glass-air interface 

causes the reflection of the light; also it can occur at optical splices in the fiber. It can be avoided by 

using optical fibers with cleaved connectors (cleaving angle ~ 8°) [32]. In addition, it can be avoided by 

using index matching gel between the fibers’ connectors. 

In our FRR architecture, and in all the optical part of the OEO setup, we use angled-polished 

connectors (FC/APC). Hence, we think that this kind of reflection in our system is thus considerably 

minimized.  
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 Raman scattering IV.4.2

Stimulated Raman scattering (SRS), discovered by C. V. Raman in 1928, is an important nonlinear 

process that can turn optical fibers into broadband Raman amplifiers and tunable Raman lasers [1], but it 

can also severely limit the performance of multichannel optical links by transferring energy from one 

channel to the neighboring channels. 

SRS, like SBS, falls in the stimulated inelastic scattering category. However, the main difference 

between them is that optical phonons participate in SRS while acoustic phonons participate in SBS. SRS is 

capable of transferring a fraction of power from one optical field into another, whose frequency is 

downshifted (Stokes) by an amount determined by the vibrational modes of the medium. The Raman 

gain in silica fibers extends over a large frequency range (up to 40 THz) with a broad peak located near 

13 THz [1]. 

Fortunately, the SRS threshold (SRST) is very high compared to other nonlinear optical effects. It 

is thus not likely to occur in isolated channels of an optical communication system because their power 

levels are typically below 10 mW.  However, it becomes a limiting factor for multichannel systems 

because of the Raman-induced power transfer process among the different channels. The SRS threshold 

in SPG optical fibers is given from [1] by: 

                
       

       
  (Eq.IV. 7) 

where    is the Raman gain (   ~ 0.65x10-13 m/W; [33]) and    is the Raman polarization factor (SRS 

gain is also polarization dependent and    ranges from 1 in P-M fibers to 2 for a scrambled polarization). 

     and      have the same definitions as for SBS. 

In the FRR case, even with the high power enhancement factor due to the resonance effect, we 

are far from the outbreak of the SRS inside the resonator. In fact, if we take the FRR equivalent length 

approximation mentioned in (chapter II), (Leq= 1180m for the 20m-long FRR), and the Raman threshold 

definition in  (Eq.IV. 7), we will find that the total intra-cavity power needed to generate the SRS inside 

the 20m-long FRR is about 18W. This means, considering  (Eq.IV. 6), a laser input power of at least 

350 mW (25.5 dBm) at the resonator input. 

Of course, the generated, equally spaced, SBS waves may act in the FRR as a multichannel 

system. Thus a Raman-induced power transfer among these different channels may occur. However, SRS 

has not been observed experimentally in the 20m-long FRR, even in the presence of the seventh SBS 

Stokes wave. 

 Two and four wave mixing IV.4.3

Four-wave mixing (FWM), a third-order nonlinear optical effect, is a type of optical Kerr effect. It 

occurs when light of two or more different wavelengths are launched into an optical fiber with sufficient 

optical power, giving rise to a new wave known as an idler [1]. Generally speaking, FWM is a kind of 

optical parametric oscillation and behaves like intermodulation phenomenon in optical systems, similar 
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to the third-order intermodulation in microwave systems. Through a classical FWM process, three optical 

waves at frequencies fi, fj and fk  (i ≠ j ≠ k) generate a fourth optical wave at a frequency fjik given by: 

                (Eq.IV. 8) 

FWM can also arise if fi and fj are of equal frequencies, i.e. in the presence of only two optical 

signals. In this case, the more specific term "degenerate four-wave mixing" (DFWM) is used (also called 

two wave mixing), and a less efficient fjik may be written as: 

              (Eq.IV. 9) 

The result of FWM and DFWM between three different frequencies can lead to the generation of 

twelve new waves (three of these new waves overlap), as it has been mentioned in [34]. The number of 

interfering products increases rapidly with the number of signals (see Fig. IV. 21 (a)). A critical case 

occurs, when the spacing between the three input frequencies is the same: ∆f = fj – fi = fk – fj. In this case, 

the three input signals overlap with three of the twelve newly generated waves, (see Fig. IV. 21 (b)). 

 

Fig. IV. 21. Illustration of the frequencies of the three input waves and the twelve generated waves via four-wave 
mixing and degenerate four-wave mixing processes (two-wave mixing), for unequally (a) and equally (b) spaced 

input waves. According to relations  (Eq.IV. 8) and  (Eq.IV. 9) 

FWM (and DFWM) is a polarization-dependent process and inversely proportional to the fiber 

dispersion (more dispersion means less efficiency). It requires phase-matching and high optical power to 

build up efficiently along the optical fiber. In optical fibers, it can be both harmful and beneficial, 

depending on the application. 
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In our FRR, the critical case mentioned above may occur. The generated SBS waves inside the 

FRR are equally spaced (10.86 GHz) and the phase-matching condition is automatically satisfied because 

they are all resonant in the FRR. They create each other and they have enough intra-cavity power due to 

the resonance effect (see Fig. IV. 9). The only thing that may prevent an efficient FWM process in our FRR 

is the dispersion in the optical fiber we used to fabricate the resonator (Dλ ~17 ps/nm.km). Fortunately, 

we have not found any trace of the FWM in the optical spectrum at the resonator’s different outputs, 

even in the presence of the seventh SBS wave while using the OSA with high amplitude sensitivity (~ -60 

dBm). This is probably due to the high dispersion in the fiber used to build the resonator. 

 High power and high spectral purity millimeter-wave (MMW) signals generation IV.5

using the Brillouin selective sideband amplification inside the 20m-long FRR 

Extremely high frequency signals generation and distribution using optical techniques represents 

an interesting challenge. These techniques can be used in many applications, from telecommunications 

to radio-astronomy, and at distances ranging from few meters (e.g inside a plane or a satellite) to few 

kilometers (e.g. antenna networks) and even several tens of kilometers (e.g inter-laboratories clock 

comparison). Many millimeter-wave (MMW) sources, carried using optics, have been demonstrated [35]. 

Among these, two methods have become quite popular because they do not require an ultra-high 

frequency optical modulator: the one using the beat note of a dual frequency (or mode locked) laser 

where two modes are sharing the same cavity and the same gain [36], and the one based on 

heterodyning of two independent lasers [37]. Using a dual frequency laser is particularly interesting to 

get high output power and good     in the MMW range. Furthermore, we benefit from the fact that 

noise in the system affects each of the laser’s two modes equally. This leads to a noise reduction in the 

RF domain. On the other hand, either in the case of dual mode laser or heterodyning of two independent 

lasers, it is difficult to get a strong correlation between the two optical modes, thus an efficient rejection 

of the laser phase noise. Accordingly, the beat note is degraded, and therefore the resulting RF signal. 

Contrarily to the above mentioned methods, frequency multiplication technique is quite easy to 

set up and only requires a Mach-Zehnder modulator [38]. With this approach, the optical harmonics 

generated by the MZM nonlinearity are strongly correlated so that the noise is equally distributed in the 

optical domain and thus cancelled in the RF domain. The only problem using this method is low power 

levels of the harmonics [38], particularly in case of high order harmonics, which thus degrades the NCR. 

It is therefore motivating to find a way to amplify the different optical harmonics while preventing a gain 

competition between them. Fortunately, optical harmonics can be independently amplified thanks to the 

Brillouin selective sideband amplification concept (BSSA) [16].  

In this section, we present a millimeter-wave signal generation setup based on the frequency 

multiplication approach, using a MZM to generate high optical modulation harmonics, combined with 

the high      20m-long FRR in order to generate a selective Brillouin gain spectrum at each of these 

optical harmonics. This will independently amplify the optical harmonics, while maintaining a low close 

to the carrier phase noise of the generated MMW signals. The 20m-long FRR used in the BSSA MMW 

signals generation (BSSA-SG) system is depicted in Fig. IV. 3. 



Chapter IV : Nonlinear optical effects generated in the 20m long FRR and OEO phase noise degradation 

114 
 

The BGS in the 20m-long was less than 12 MHz, as we have already seen in section IV.2.2. 

Therefore, with a resonator     of 10 MHz, the generated Brillouin (amplifying) lines inside the 

resonator feature a single mode operation and automatically resonate, thus taking benefit of the 

resonator’s power enhancement factor. Now even if the generation of the Brillouin scattering is known 

to be very harmful to optical links [2] and optical systems like optoelectronic oscillators [22], it can be on 

the contrary useful in many other applications: such as low noise and ultra-narrow linewidth Brillouin 

lasers [18] or in modulation depth enhancement of optically carried RF signals [14]. Our aim here is to 

use the Brillouin effect, generated at very low threshold inside the resonator, to selectively amplify the 

different optical modulation harmonics generated in the MMW range, and thus generate high power and 

high spectral purity MMW signals. 

 Millimeter-wave signals generation setup IV.5.1

The BSSA-SG setup is illustrated in Fig. IV. 22. We use the Koheras laser at 1.55µm wavelength 

(with its 1 kHz linewidth). The optical carrier is stabilized to the FRR via the PDH loop, then modulated via 

a 20Gbits/s EOspace MZM DC biased at Vπ/2 in order to get a linear modulation and thus high order 

upper and lower sidebands around the laser carrier, while keeping a high carrier power to be able to 

generate SBS in the FRR. Around Vπ/2 DC bias, the MZM transfer function is odd, and only odd harmonics 

are generated: 1st, 3rd, 5th… [38]. At that moment, we use the Brillouin gain generated by the FRR every  

10.87 GHz multiple in the optical spectrum to amplify these optical harmonics. 

 

Fig. IV. 22. BSSA-SG setup using a 20m-long FRR; ISO: isolator; EDFA: erbium doped fiber amplifier; OSA: optical 
spectrum analyzer; PD: photodiode; PDH: Pound-Drever-Hall laser stabilization system; ESA: electrical spectrum 

analyzer; A: MMW amplifier; •••: optical and RF switches (or couplers). See also Image 3 in appendix C 

On the receiver side, we visualize the optical spectrum at the FRR third output on the Agilent HP 

86142A OSA, and then we send it to a 75 GHz U2T photodiode. At the photodiode output, we visualize 

the RF spectrum on the 67 GHz Rohde & Schwarz ESA and then we analyze the signal phase noise using 

the Agilent E5052B SSA, which uses two equilibrated Agilent 50-85 GHz external mixers, preceded by a 

Spacek-Labs MMW amplifier. 
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 Optical characterization IV.5.2

In order to optically characterize the efficiency of the BSSA-SG technique, the spectrum of the 

laser carrier at the resonator input and the spectrum at the resonator third output were visualized on 

the OSA. Results are depicted in Fig. IV. 23. 

 

Fig. IV. 23. Optical spectrum of the laser carrier at the resonator input, and optical spectrum at the resonator third 
output when the SBS is in a free-running behavior and when modulating the laser carrier at 21.7 GHz with a 20 dBm 

RF seed signal 

From Fig. IV. 23, we can see that with an input laser carrier power around 2 dBm, at least the 

second order SBS Stokes wave is generated (see the green curve in Fig. IV. 23), spaced by 21.742 GHz 

(0.176 nm) from the laser carrier. We call it here the free-running SBS. 

Now if a RF seed signal, called seed signal and having the same frequency of the second SBS line, 

is injected to the MZM with a high RF power level (20 dBm), the modulator will produce odd upper and 

lower sidebands (±21.742 GHz, ±65.226 GHz…) around the laser carrier. It is well known that the higher 

the order of these harmonics is, the lower is their power [38]. However, due to the Brillouin selective 

gain spectrum created by the carrier inside the resonator, especially Stokes lines gain, these harmonics 

will be amplified by the BSSA process, and we will be able to measure even the tenth modulation 

harmonic, spaced by 108 GHz (0.88 nm) from the carrier (see the red curve in Fig. IV. 23). Additionally, 

the Brillouin scattering generation can also help to increase the optical modulation depth [14]. 
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 RF characterization IV.5.3

The resulting beat note of the third output on the 75 GHz photodiode has been observed on the 

ESA and results are presented in Fig. IV. 24. The 2 dBm input carrier leads to a high RF power free-

running SBS wave at 21.74 GHz and a weaker one at 43.4 GHz frequency. In addition, we can find a 

10.87 GHz component in the RF spectrum. This RF component is created as a result of the beat note of 

the laser carrier wave, the second SBS Stokes wave and the first SBS Stokes Rayleigh-scattered wave as 

already mentioned in Fig. IV. 4. 

 

Fig. IV. 24. RF spectrum of the resonator third output when the SBS is in a free-running behavior and when 
modulating the laser carrier at 21.7 GHz with a 20 dBm RF seed signal. A 6dB attenuator was used at the ESA input 

When the laser carrier is modulated by the 21.74 GHz RF seed signal with a 20 dBm power level, 

the RF components at the resonator third output will be considerably amplified (odd harmonics) and we 

can especially notice the creation of a 65.2 GHz component with a -36 dBm power level (a 6 dB 

attenuator was used at the ESA input). The 10.8 GHz, 32.6 GHz and 54.32 GHz even harmonics exist 

because of the same reason mentioned in the paragraph above as well as a non-perfect linear 

modulation response of the MZM. 

In order to evaluate the power gain difference between the BSSA-SG method and the classical 

frequency multiplication method [38], the first and third harmonics power levels were measured versus 

the 21.7 GHz RF seed signal power. For the classical method, the resonator was replaced by a 3.7 dB 

optical attenuator to simulate its intrinsic and nonlinear losses to be in the same conditions as for the 

BSSA-SG method. Results are presented in Fig. IV. 25. 
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Fig. IV. 25. RF output power of the first and third harmonics versus the RF 21.7 GHz seed signal power: when using 
the classical frequency multiplication method and when BSSA-SG technique is used 

The results in Fig. IV. 25 clearly show a real power gap between the two methods. Moreover, this 

power gap seems to increase with higher harmonic orders. For example, an 8.5 dB power gap is obtained 

for the first harmonic signal, while a 15 dB power gap is obtained for the third harmonic signal. This 

demonstrates the increasing behavior of the BSSA-SG power gain efficiency. 

 Noise characterization IV.5.4

Besides the measurements performed in the RF domain in the above section, an important 

parameter to be characterized is the phase noise of the MMW generated signals via the BSSA-SG 

method. For this purpose, the phase noise spectrum of the Brillouin waves at 21.7 GHz and 65.2 GHz has 

been measured using the SSA. Fig. IV. 26 shows the phase noise of the free-running SBS at 21.7 GHz, the 

synthesizer RF seed signal at the same frequency, and finally the phase noise of synchronized SBS wave 

at 21.7 GHz via the BSSA-SG method. 

Moreover, the impact of BSSA-SG on the spectral purity of the different free-running SBS 

components can be easily noticed even when using the ESA only, (see Fig. IV. 26 – up-right corner).  

Fig. IV. 26 results clearly demonstrate that the BSSA-SG method seems to not only amplify the desired 

harmonics, but it also significantly reduces the Brillouin gain spectrum noise. As a result, the Brillouin 

gain will get almost the spectral shape and purity of the seed signal through synchronization, so then a 

more stable amplification process is obtained. 

Finally, the phase noise of the generated 65.2 GHz signal has been measured and compared to 

the original 21.7 GHz RF seed signal phase noise and to its theoretical phase noise after being multiplied 

by 3, (+20log( ) where   is the frequency multiplication factor), see Fig. IV. 27. 
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Fig. IV. 26. Phase noise of the free running SBS wave at 21.7 GHz, the synthesizer RF seed signal at the same 
frequency, and the synchronized SBS wave via the BSSA-SG method. In the up-right corner, the free-running SBS 

wave spectral purity enhancement was visible on the ESA after being synchronized by the RF seed signal (ESA: 100 
kHz span, 30 Hz RBW and VBW) 

 

Fig. IV. 27. Phase noise of the synthesizer seed signal at 21.7 GHz, of the synthesizer phase noise multiplied to 65.2 
GHz and of the generated 65.2 GHz signal via BSSA-SG method. In the up-right corner, the spectrum of the 65.2 GHz 
generated signal was visualized on the ESA after being synchronized by the RF seed signal (ESA: 100 kHz span, 100 

Hz RBW and VBW) 
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Form these results, we can notice that the synchronized signal at 65.2 GHz features the same 

phase noise spectrum as if it was generated by the classical multiplication method, at least in the close to 

carrier noise range from 1 Hz till 200 Hz offset frequencies. The excess noise in the 200 Hz to 80 kHz 

frequency band seems to be generated either by the different Rayleigh-scattered waves of the different 

optical spectrum components or by the noise of the Brillouin gain. Even the PDH laser stabilization loop 

could have a part in this excess noise. The rapid decrease in the phase noise after the 40 kHz offset 

frequency is due to the FRR filtering effect. The PDH noise part could be reduced if a double PDH 

stabilization technique, controlling the laser and the resonator at the same time, is used. This has been 

already reported in [39], were interesting MMW signals generation system stability and accurate 

tunability were demonstrated.  

Finally, using our BSSA-SG method, higher order and low phase noise MMW signals generation is 

possible because there is theoretically no limit in the generation of higher order Brillouin lines in such 

resonators; The only limit will be at the receiver side, especially the photodiode bandwidth. 

 New passive 100m-long FRR, optimized and immunized against nonlinear IV.6

optical effects 

Among all nonlinear optical effects mentioned in sections IV.2, IV.3 and IV.4, we have seen that 

the Brillouin and Rayleigh scatterings can both have the most harmful effects on our FRR characteristics 

(    ,    …) and therefore on the FRR-OEO phase noise.  

Of course, by reducing the optical power, we can limit the SBS effect and reduce the OEO phase 

noise [22]; yet, we will still have the spontaneous Brillouin scattering and the STRS effects. In addition, 

we will have a laser carrier     degradation, the     degradation and the PD increased nonlinearity 

when a low optical power is used etc... Therefore, high spectral purity signal generation using the FRR 

based OEO will not be achieved unless we find a solution to suppress all these nonlinear optical effects. It 

is thus crucial to find a way to mainly suppress the SBS and to reduce the STRS effect, while keeping a 

high      and a low transmission loss through the resonator. 

 SBS and STRS suppression methods IV.6.1

While frequency or phase modulation of the laser carrier is the most reported method in the 

literature to suppress the STRS (also the SBS) in optical fibers [2], [40], many studies on SBS and on 

related suppression methods have been reported [13], [15], [41] - [44]. Actually, the frequency or phase 

modulation technique is based on spreading the signal spectrum of the laser carrier. This method can 

efficiently reduce the SBS and STRS in optical fibers by more than 50 dB, [2]. On the other hand, 

spreading the signal spectrum may interfere with low phase noise coherent detection schemes similar to 

those proposed in [5]. Likewise, as we have previously mentioned in chapter III, the PDH loop we use to 

stabilize the laser carrier to the resonator, already carries out a 10 MHz phase modulation of the carrier 

for stabilization purpose. Conversely, it seems to have no visible effect on the SBS or on the STRS in the 

FRR case. Moreover, even when the modulation frequency has been reduced to be between 10 kHz and 

100 kHz, which corresponds to the polarization fluctuations frequencies in glass fibers [40] (amplified by 

the incident optical carrier), the same negative results have been obtained. This is probably because of 

the discrete resonant frequencies of the FRR. 
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It is well-known that BGS characteristics depend on different parameters: they depend strongly 

on the fiber temperature (when the temperature increases, the SBS frequency shift and gain increase, 

and the BGS bandwidth decreases), and on the fiber strain (when the strain increases, the SBS frequency 

shift and BGS bandwidth increase, and the SBS gain decreases), (see Fig. IV. 28 (a) and (b); [43]). 

Furthermore, the SBS depends also on the pressure (when the pressure increases, the SBS frequency 

shift decrease, but the BGS bandwidth remains constant; [44]), on the fiber core doping concentration 

etc...For these different reasons, all the SBS suppression studies were thus concentrated on these 

parameters, like applying temperature or strain distribution to the fiber coil to reduce the SBS [45] - 

[47]… 

Unfortunately, these methods increase the      only by a few decibels. Thus, they are still not 

efficient, especially for low noise applications and low noise systems such as our OEO. One other 

interesting method can be used to suppress the SBS, while keeping a low noise in an optical link. It has 

been proven in [48] that concatenating multiple fibers, having different BGS frequency shifts each, can 

lead to an increase in the      of about 6 dB. However, this is still inefficient for our applications. 

 

Fig. IV. 28. From [43]: Dependence of the BGS on strain and temperature. Measured BGS when applied strain (a), (or 
temperature (b)), is increased. Points represent experimental data and solid curves denote Lorentzian fitting. 

 SBS suppression using optical isolators IV.6.2

Yet not very efficient, an elegant method used in SPG optical fibers to suppress the SBS, can be 

very appealing if used in the FRR case. It is based on inserting optical isolators at different distances in a 

SPG optical link [49]. The isolation of the different isolators will thus prevent the SBS from intensifying in 

the backwards direction in the optical fiber. 

Essentially, in SPG optical fibers, the generated SBS Stokes wave travels backwards and it is 

amplified by the Brillouin gain as it has been already explained in section IV.2.1.a. Now, when an optical 

isolator is inserted in a fiber of a total length (  ), and its own effective length      and     , the 

isolator virtually cuts the fiber into two new lengths (   and   ) regarding the Brillouin gain. 

Consequently, the SBS interaction between the fiber’s two sections is absent and the fiber      is 

increased because it is replaced by two other     s related to the new fiber sections,    and   . The 

SBS Stokes wave will be thus completely cut off by the isolator in the fiber link. However, to prevent the 

SBS from being generated in long optical links, the length of each fiber section (sections are separated by 
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isolators) must respect the launched power into each fiber section input in order not to exceed the 

section     . 

Of course, this method has its drawbacks because it depends on the isolator insertion loss and 

isolation. In addition, it depends on the optimal position of the isolators in the optical link: the spacing 

between isolators should be shorter near the fiber input because the Brillouin gain is higher there. For 

example [49], in a 55 km optical fiber with nine isolators inserted in their optimal locations in the fiber, 

the best result we can get is a 6 dB increment in the     . 

Fortunately, this method could be of great interest in the FRR case because it could be much 

more efficient in a FRR geometry. Like in SPG fibers,      in the FRR basically depends on the FRR 

equivalent length Leq, while the FRR physical length L is much shorter than Leq. The SBS power in the 

optical fiber depends on the effective interaction length between the optical and the acoustic waves [1]. 

Photons circulate many times inside the FRR, due to its high      (high optical delay τ), as if it was a long 

optical fiber. This increases the virtual interaction length (~1180m in the 20m-long FRR) between the 

spontaneous Brillouin scattered wave, the optical carrier and the acoustic wave. Thus, the spontaneous 

Brillouin scattered wave will be intensified all along this virtual length and will become stimulated. It 

could also create other higher order SBS waves with their own Rayleigh-scattered waves, as we have 

already seen in section IV.2. One of the severe consequences of this is optical carrier depletion and noise 

added to the optical link (or system) due to all these waves considered as parasitic signals. 

If one ideal isolator (with zero insertion loss and infinite isolation) is inserted inside the FRR, it 

will completely prevent the SBS from building-up inside the resonator. This is due to the fact that, 

virtually, we will have a number (N) of isolators. N will be equal to the photons total laps inside the 

resonator (N=Leq/L). The virtual isolators will be spaced by the FRR physical length L. Thus, the SBS Stokes 

wave will be completely cut off by these virtual isolators, and the      inside the resonator will be 

increased to be the one of the physical resonator length L, not the      of the FRR equivalent length Leq, 

(see Fig. IV. 29 for the method illustration if applied to the 20m-long FRR case). 

 

Fig. IV. 29.  Illustration of the laser (pump) and first SBS Stokes wave behavior inside the 20m-long FRR, with and 
without one (ideal) isolator inserted inside the FRR 
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For example, the      of the 20m-long FRR will be increased from -1.4 dBm (for a ~1180m 

virtual length) to 33.5 dBm (for a 20m physical length), thereupon by approximately 35 dB. The presence 

of the isolator in the FRR will also efficiently reduce the Rayleigh scattering. 

Unfortunately, and despite the fact that the SBS will be suppressed and the STRS will be reduced, 

the optical isolator is not ideal, and it does not have zero insertion loss and infinite isolation. Thus, in the 

FRR case, the isolator insertion loss will be also multiplied by the photons laps N. Therefore, the FRR 

     will be reduced unless if we optimize the resonator’s different parameters: length, coupling factor, 

architecture, loss etc... This optimization study has to be done in order to compensate the isolator loss 

and get a SBS suppression, a STRS reduction, a satisfying quality factor, low transmission loss and finally a 

good phase noise result once the device is included in an OEO setup. 

 Optimized and immunized FRR (IFRR) IV.6.3

 IFRR optimization using ADS IV.6.3.a

The FRR optimization study has been performed on the FRR model we have developed using a 

microwave simulation software, ADS (Agilent). The modeling of the resonator using ADS has been 

already detailed in chapter II. 

In Fig. IV. 30 and Fig. IV. 31, we present quality factor, intra-cavity power and transmission loss 

ADS simulation results obtained for a 100m-long FRR. We have found that an optimized coupling factor 

of 8%, while mainly taking the resonator’s transmission loss and      into account, must lead to a 92 kHz 

     (consequently a      of 2.1x109 (    of 1.1x105 at     = 10 GHz)) with a 2 MHz    , a 4 dB 

optical transmission loss, a 7 dB power enhancement factor and a 22.7 dB rejection.  

 

Fig. IV. 30. 100m-long FRR optical quality factor versus the coupling factor (for both couplers), simulated using FRR 
ADS model 
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A      of 2.1x109 means an equivalent length Leq of 708m, consequently an intra-cavity      of 

64 mW (18 dBm) according to  (Eq.IV. 5). Furthermore, with a 7 dB intra-cavity power enhancement 

factor, the resonator input power      will be about 12.7 mW (11 dBm), always according to the      

definition in [1]. Thus, if the SBS is generated inside the resonator, it will be detected far below this      

value (at least 5 dB below this      theoretical value and definition, see the 20m-long FRR      power 

measurements in Fig. IV. 8). 

 

Fig. IV. 31. 100m-long FRR intra-cavity power enhancement factor and transmission loss, versus the coupling factor 
(for both couplers), simulated using FRR ADS model 

In the 100m-long P-M FRR structure, we have added an optical inline polarizer at the resonator 

input. This polarizer will completely eliminate the possibility of two polarization states behavior of the 

optical carrier at the FRR input. Essentially, P-M fibers in the resonator assembly will only maintain the 

carrier’s states of polarization and do not ensure only one polarization state behavior. The 100m-long 

immunized FRR (IFRR) architecture is depicted in Fig. IV. 32. 

 

Fig. IV. 32.  100m-long immunized FRR architecture. See also Image 4 in appendix C 
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 IFRR optical characterization IV.6.3.b

Once the 100m-long IFRR has been fabricated, all experimental results were at expectations. 

First, the IFRR has been optically characterized using the same setup of Fig. IV. 7.  The optical power 

measurements are depicted in Fig. IV. 33.  

 

Fig. IV. 33. Experimental power measurements results in the 100m-long IFRR of the laser output, laser’s Rayleigh 
scattering and the first SBS Stokes wave, versus the laser input optical power 

 We can clearly see from these results that the SBS has been completely suppressed. Indeed, no 

carrier saturation has been observed (the carrier power at the resonator output linearly increases with a 

slope equal to 1; about 4 dB optical loss and 7 dB power enhancement factor have been obtained). 

Besides, the STRS intensity has been efficiently reduced (more than 40 dB rejection). The optical 4 dB 

power loss and 7 dB power enhancement factor have been also accurately measured using an optical 

power meter. In addition, the DC detection of the photodiode at the 100m-long IFRR third output has 

been measured, using the laser scanning method (described in chapter II), when the laser power injected 

at the resonator input exceeds 9 dBm. The result is presented in Fig. IV. 34 and we can clearly notice that 

no saturation is visible on the detected signal; on the contrary of what we have observed when the same 

measurement was done using the 20m-long FRR with a laser carrier power that exceeded only the first 

experimental      (experimental      ~-8 dBm; see Fig. IV. 8). 

-80

-75

-70

-65

-60

-55

-50

-45

-40

-35

-30

-25

-20

-15

-10

-5

0

5

-13 -12 -11 -10 -9 -8 -7 -6 -5 -4 -3 -2 -1 0 1 2 3 4 5 6 7 8 9 10

O
u

tp
u

t 
o

p
ti

c
a
l 
p

o
w

e
r 

(d
B

m
)

Input optical power (dBm)

Laser carrier (100m)

1st Brillouin Stokes wave (100m)

Rayleigh (100m)



Chapter IV : Nonlinear optical effects generated in the 20m long FRR and OEO phase noise degradation 

125 
 

 

Fig. IV. 34. Photodiode DC voltage measured using an oscilloscope at the FRR third output while the laser frequency 
is scanning a resonance line: visible laser carrier saturation due to SBS generation inside the 20m-long FRR, on the 
other hand no carrier saturation is observed for the 100m-long IFRR even with a laser carrier power above 9 dBm 

 STRS behavior in the IFRR IV.6.3.c

In order to describe the STRS spectrum behavior in the 100m-long IFRR, the STRS baseband noise 

power spectrum has been measured at the resonator second output using Fig. IV. 17 setup; results are 

depicted in Fig. IV. 35. These results show that the STRS noise level has been considerably reduced by 

more than 50 dB all over the baseband noise spectra compared to the results obtained in Fig. IV. 18 for 

the 20m-long FRR. 

However, we can also notice that only the 1.5 kHz Rayleigh signature increases gradually with 

the optical input power. This is because the STRS is no longer dominated by the SBS in the IFRR. Also, the 

1.5 kHz signature is more present than the one observed at 60 kHz in the 20m-long FRR case. This means 

that it is the only pure STRS shift, while the one detected in the 20m-long FRR at 60 kHz and reported in 

[28] could be the result of a mixed STRS with spontaneous Brillouin scattering or even with forward SBS, 

called guided acoustic wave Brillouin scattering (GAWBS). 

This type of Brillouin scattering generally occurs in photonic crystal fibers or hole-assisted fibers 

because of their interesting acoustic properties [50], with frequency shifts above tens to hundreds of 

MHz. GAWBS is less efficient in single mode fibers and it is caused by transverse acoustic resonant 

modes of the cladding in the fiber structure [51]. GAWBS appear as peaks in the baseband noise from 

few kHz till around 400 MHz in these fibers. 
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Fig. IV. 35. Baseband noise power spectra at the second output of the 100m-long IFRR, measured in the electrical 
domain using Fig. IV. 17 setup 

 Laser RIN behavior in the IFRR IV.6.3.d

 Even not severely degraded by the nonlinear optical effects as in the 20m-long FRR case, the 

laser RIN measurements at the IFRR input and output respectively, using Fig. IV. 12 setup, have shown a 

degradation in the laser RIN in the frequency band ranging from 200 Hz to 200 kHz when an optical 

carrier power of 0 dBm is used. The results are depicted in Fig. IV. 36.  

 

Fig. IV. 36. Laser RIN degradation in the 100m-long IFRR, probably caused of the residual STRS noise generated 
inside the resonator and by the PDH laser stabilization loop 
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 This RIN degradation is probably caused by the residual STRS noise in this frequency band 

because we can clearly notice the STRS signature at 1.5 kHz. On the other hand, the RIN degradation is 

rapidly reduced and filtered by the FRR above 40 kHz offset frequency. Finally, this RIN degradation 

could be also caused by the PDH laser stabilization loop because a bad setting of the PDH loop 

parameters could increase the laser AM and FM noise conversions via the resonator, as we have stated 

in chapter III and also as we will see in section IV.7.4 in this chapter. 

 IFRR RF characterization IV.6.3.e

The IFRR characterization results in the RF domain also met our expectations:      (because the 

resonance 3dB bandwidth is maintained in the RF domain), rejection,    , RF transmission loss (doubled 

in the RF domain because of the PD quadratic detection), (see Fig. IV. 37). These RF characteristics were 

accurately measured using the high resolution vector network analyzer method described in chapter II. 

 

Fig. IV. 37.  RF transmission characteristics of the 100m-long IFRR 

 Signal phase noise behavior through the IFRR IV.6.3.f

In the same perspective, characterizing the new IFRR, we have measured the phase noise of a  

10 GHz RF synthesizer signal transmitted through a classical optical link using a MZM. The same OEO 

architecture and components were used in this link but in open loop configuration, with and without the 

100m-long IFRR. The phase noise measurements are depicted in Fig. IV. 38. Results show a slight 

degradation in the phase noise when the 100m-long-FRR is used. Interestingly, this phase noise 

degradation occurs in the same offset frequency range as for the laser RIN aforementioned case. We 

assume that, like for the RIN case, the same degradation reasons apply. 
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Fig. IV. 38. Phase noise of a 10 GHZ RF synthesizer signal, transmitted through an optical link (the OEO setup in open 
loop configuration), with and without the 100m-long IFRR included 

 OEO based on the new passive 100m-long IFRR IV.7

All things considered, the new IFRR experimental results prove that we have an optimized 

resonator with a high      and low transmission loss. Moreover, the resonator is completely immunized 

against the SBS, and the STRS is efficiently reduced (even with the STRS slight possible contribution to 

the signal RIN and phase noise degradation). Therefore, using this resonator as a frequency stability 

element in an OEO setup should now considerably reduce its phase noise. 

 OEO phase noise: theoretical expectations IV.7.1

If the new 100m-long IFRR is used in the OEO setup, the OEO noise modeling approach, detailed 

in (chapter III), it expects a white frequency noise contribution of -134 dBc/Hz at 10 kHz offset frequency 

to the OEO phase noise, (see the dashed curve in Fig. IV. 42). However, the phase noise contribution of 

the optical amplifier and RF amplifiers, which are intended to be use in the OEO setup, must be 

estimated and added in order to get an accurate theoretical expectation of the OEO phase noise. To do 

so, we have first measured the optical and RF amplifiers’ residual phase noise using the method we have 

already mentioned in chapter I.  

First, the residual phase noise of the two RF amplifiers (an AML 812PNA2401 low noise amplifier 

(f= 2-12 GHz; G=24 dB) and a Pseudomorphic High Electron Mobility Transistor (PHEMT) LP7612 (f= -18 

GHz; G=10 dB)) has been measured. Both amplifiers were used after the PD in the OEO RF loop. We have 

also measured the phase noise of the RF amplifier (Watkins Johnson – VERSA 6885-815(f=5-19 GHz; 

G=31 dB)) used outside of the OEO loop and placed before the PD employed at the SSA to measure the 

OEO phase noise. Furthermore, the residual phase noise of the EDFA optical amplifier, used before the 

PD in the OEO optical loop, has been also evaluated. This has been done first by adding a classical optical 

link as a DUT in the measurement bench and measuring the link residual phase noise, then by adding the 

optical amplifier in the optical link and repeating the same measurement. We can then get an estimation 
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of the phase noise added by the EDFA to the optical link. Residual phase noise results of the optical and 

RF amplifiers are presented in Fig. IV. 39. 

 

Fig. IV. 39. Residual phase noise of the optical and RF amplifiers intended to be used in both optical and RF loops in 
the OEO, and of the RF amplifier to be used in the OEO phase noise measurement link. Measurements were 

performed using residual phase noise measurement bench described in chapter I 

Once in the OEO loop, the measured amplifiers residual phase noise can be then introduced in 

the simplified OEO model, following Leeson’s approach [52](detailed in chapter I), taking into account 

the resonator equivalent     factor at the OEO oscillation frequency (f0 = 10.2 GHz).  

 Using Leeson’s approach and Fig. IV. 39 measurement data, we can compute the different in-

loop amplifiers phase noise contributions to the OEO phase noise. The results are represented in  

Fig. IV. 40. 
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Fig. IV. 40. Phase noise contributions, of the optical amplifier and the two RF amplifiers inside the OEO loop, to the 
OEO phase noise. Calculated using Leeson’s relation (detailed in chapter I) including Fig. IV. 39 measurement data 

Actually, in the OEO experimental setup and in order to measure the OEO phase noise, we have 

used a 3 dB optical coupler at the end of the OEO optical loop after the optical amplifier. One part of the 

splitted optical signal feeds the oscillation loop and the other part is sent via a 20m-long optical link 

ended by a photodiode and the WJ Versa RF amplifier. The amplifier output is then sent to the SSA, (see  

Fig. IV. 41). 

In that case, the OEO signal we are characterizing gets out from the FRR , followed by the EDFA, 

and then by the out-of-loop photodiode and WJ versa RF amplifier. Lesson’s model can be thus extended 

to take into account this situation and a more detailed relation can be then developed. This relation is 

given by: 
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 (Eq.IV. 10) 

where       (  ) in (dBc/Hz)  is the oscillator single sideband phase noise at an offset frequency   , 

following the extended OEO noise model, and   (  ) in (rad²/Hz) is the different amplifiers’ residual 

phase noise power spectral density in one Hz bandwidth at an offset frequency   , (  (  ) measured 

values are represented in Fig. IV. 39).      and      are respectively the in-loop and the out-of-loop 

noise to carrier ratios.  
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Hence, this relation takes into account the amplifiers’ noise contributions in the OEO closed 

loop, adding the in-loop       and the FRR quality factor effect on the close-to-carrier phase noise (first 

term in the relation). Furthermore, the out-of-loop      and RF amplifier noise, used to measure the 

OEO phase noise, are taken into account (second term in the relation).  

 

Fig. IV. 41. OEO detailed architecture, including the output characterization link. See also Image 5, Image 6, Image 7 
and Image 9 in appendix C 

Finally, as a result of managing the in-loop optical power to get 7 mW at photodiode1 input to 

vanish its RIN-to-RF PM noise conversion coefficient (chapter III), of considering the IFRR’s measured 

parameters and by adding the different amplifiers residual phase noise measurement results and the 

calculation of both      following the relation we have detailed in chapter III, relation  (Eq.IV. 10) 

expects a  

-128 dBc/Hz phase noise level at 10 kHz offset frequency, (see the blue curve in Fig. IV. 42). 

 OEO phase noise: experimental results IV.7.2

After all these studies, the 100m-long IFRR resonator has been included in the OEO experimental 

setup and a considerably reduced OEO phase noise has been measured, with a -128 dBc/Hz noise level at 

10 kHz offset frequency and a -150 dBc/Hz noise floor as theoretically predicted using relation  

 (Eq.IV. 10), (see the green curve in Fig. IV. 42). The slight close-to-carrier noise difference with the 

theory is due to amplifiers’ noise measurements used when calculating relation  (Eq.IV. 10) because their 

close-to-carrier phase noise is power-sensitive and we did not have the same input power on each of the 

amplifiers in the OEO experimental setup like when characterizing their noise. 

The rapid increase in the OEO close-to-carrier phase noise is likely due to thermal effects 

because this OEO is a laboratory setup and all its parts were exposed in free space where they were not 

thermally isolated, including the optical resonator.  
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Fig. IV. 42. 100m-long passive IFRR based OEO: phase noise calculation, measurement and comparison with 
OEwaves 330m-long active-cavity based COEO 

The 100m-long IFRR based OEO phase noise result is very encouraging if compared to the 330m-

long active-cavity based OEO, also known as coupled optoelectronic oscillator (COEO) and currently 

commercialized by OEwaves [53], (see the red-stars curve in Fig. IV. 42). That being said when taking into 

account the fact that our IFRR is a passive resonator and it has more than three times shorter length. We 

can expect even better results if only the optical and RF amplifiers contribution is lowered (at least 7 dB 

reduction in the phase noise at 10 kHz offset frequency are possible in this OEO). 

 Comparison to a 756m delay line based OEO IV.7.3

 Compared to a classical 756m-long delay line based OEO (see the ARAMOS second interim report 

– internal report), our 100m-long IFRR based OEO features the same phase noise level down to 1 kHz 

offset frequency. However, our OEO has the advantage of being spurs-free below 2 MHz offset 

frequency, and spurs are very low above this offset frequency. In addition, below 1 kHz offset frequency, 

the IFRR based OEO seems to feature a lower flicker noise (at least 16 dB lower) than the delay line 

based oscillator. This also demonstrates the efficiency of such oscillator architecture. 

 Effects of the PDH stabilization loop bandwidth IV.7.4

The PDH loop bandwidth appears to be a very critical parameter in our OEO setup. In fact, in the 

new 100m-long IFRR based OEO, we have found that when the PDH loop bandwidth is reduced to a few 

hundreds of Hz (especially the PID input and output filters – see chapter I), it can considerably degrade 

the OEO phase noise. On the other side, when its bandwidth is highly increased, the PDH stabilization 

loop starts to be unstable and the stability is achieved only for a short time. The optimal bandwidth 

setting that has been found was around 10 kHz, (see the green and orange curves in Fig. IV. 43). 
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Fig. IV. 43. The effect of the PDH bandwidth reduction on the 100m-long IFRR based OEO phase noise. 

 This PDH effect is due to the fact that when the PDH loop bandwidth is reduced, it will only 

control the slow frequency fluctuations of the laser carrier inside the FRR. In this case, the laser high 

frequency fluctuations will not be efficiently corrected and they will be converted to RF phase noise in 

the OEO loop via the different processes that we have already stated in chapter III. 

 Conclusion IV.8

In this chapter, we have studied the influence of nonlinear optical phenomena, generated inside 

a 20m-long fiber ring resonator (FRR), on the OEO phase noise. These nonlinear effects have been found 

to be the main reason behind the excess phase noise in a FRR based OEO setup. Hence, they have been 

deeply studied in the resonator case, especially the Brillouin scattering and the Rayleigh scattering. 

Through these studies, we have found a way to completely suppress the Brillouin scattering and to 

reduce the Rayleigh scattering in a new design of an immunized 100m-long fiber ring resonator (IFRR). 

Once this IFRR has been used in an OEO setup, we have been able to measure a considerably reduced 

phase noise, with a -128 dBc/Hz noise level at 10 kHz offset frequency and a -150 dBc/Hz noise floor.  

The 100m-long IFRR based OEO phase noise results were also compared to those of a 330m-long 

active-cavity based OEO, also known as coupled optoelectronic oscillator (COEO) that is currently 

commercialized. The comparison between these two OEOs shows a slight noise gap between both OEOs 

which is in favor of the COEO. However, taking into account the fact that our IFRR is a passive resonator 

that has more than three times shorter fiber length, this makes our OEO results very encouraging 

compared to the COEO. Moreover, we can expect to get an even better result than the one presented in 

Fig. IV. 42 if lower loss isolator is used inside the resonator (thus much better resonator characteristics 

could be obtained), if RF amplifiers contribution to the OEO phase noise could be reduced (the OEO 
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phase noise spectrum was clearly limited by amplifiers noise in its white frequency noise part) and if low 

noise optoelectronic components (laser, PD…) are used. Indeed, a 7 dB reduction in the OEO phase noise 

at 10 kHz offset frequency could be theoretically obtained if only the RF amplifiers noise contribution is 

reduced. 

Aside from its negative effects on the FRR based OEO phase noise, and in parallel with our OEO 

optimization studies, investigations have been performed on the generation of millimeter-wave signals 

using the Brillouin selective sideband amplification process in a 20m-long high      FRR. The 

synchronization of the Brillouin amplification lines with a 21.7 GHz RF seed signal has resulted in high 

power and high spectral purity millimeter-wave signals generation up to 65 GHz, which is of great 

interest for many applications. The proposed technique allows us to easily get high signal to noise ratio 

and low close-to-carrier phase noise for the generated millimeter-wave signals. 
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 FRR and OEO: thermal stability and tunability studies Chapter V

 Introduction V.1

 The thermal stability of the OEO is an important parameter to scale as it could affect its 

frequency stability. This thermal stability is directly linked to the thermal stability of the frequency 

reference element in the OEO setup, which is the FRR. 

 Also, in addition to the low phase noise levels that we can achieve using a FRR based OEO, the 

tunability of the OEO oscillation frequency is a main desired feature for many applications (radars, 

communications systems…).  

 In this chapter, the OEO thermal stability is investigated. Theoretical and experimental studies 

are performed to determine precisely the resonator and the oscillator thermal stability parameter. 

 Moreover, we have investigated the possibilities of tuning the oscillation frequency of the FRR 

based OEO. We have therefore studied different techniques to make the FRR completely tunable, which 

means an independent tuning of its FSR and the absolute frequency of its optical resonant modes. 
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 FRR and OEO thermal stability V.2

 One of the critical parameters to scale in a FRR based OEO is the FRR’s thermal stability because 

the FRR is the frequency reference element in the OEO. Its thermal stability directly affects the OEO’s 

thermal stability, and accordingly its frequency stability. More precisely, it is the frequency stability of 

the FRR’s optical modes spacing (the    ) that has to be studied. The modes’ absolute optical frequency 

stability is also an important factor; however, it does not influence the OEO stability as long as the laser 

is stabilized onto the FRR via the PDH loop. 

 We have therefore theoretically and experimentally investigated the thermal stability matter in 

an OEO system, by first starting a study on the FRR’s thermal stability.  

 Theoretical studies on the FRR and the OEO thermal stability V.2.1

 As we have already mentioned in chapter II, the mode spacing in the resonator frequency comb, 

the    , depends on two parameters of the optical fiber used to fabricate the FRR: its core refractive 

index n and its length  . 

 Considering that a typical single mode silica fiber experiences a temperature variation (  ), the 

change in the effective refractive index (  ) versus the temperature will be more important than that of 

the fiber length (  ). 

 The fiber effective refractive index and its thermal expansion coefficient (  ) have both a nearly 

linear dependence on the temperature, [1] - [4]. They are respectively given by: 

                   (Eq. V. 1) 

    
 

 

  

  
                     (   ) (Eq. V. 2) 

 Therefore 

                                    ( ) (Eq. V. 3) 

 In a fiber ring resonator, the optical field phase delay, after propagating though the fiber loop, is 

given by: 

          
            

 
 (Eq. V. 4) 

where      is the optical frequency. 
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 When (Eq. V. 4) satisfies           where (        ), the resonant frequency      
 is 

determined by: 

 
        

    

 
      (Eq. V. 5) 

 Therefore 

      
  

 

    
       (Eq. V. 6) 

 From (Eq. V. 6), we can see that the optical resonant frequency is a multiple   of the resonator 

free spectral range. 

 When heating the FRR,   and   will change versus   . As a result, the optical signal inside the 

resonator will encounter an additional phase delay (   ), given by: 

      
    

   
 (           ) 

 
 (Eq. V. 7) 

 And (Eq. V. 4) will be replaced by: 

      
           

 
     (Eq. V. 8) 

 From (Eq. V. 5), (Eq. V. 7) and (Eq. V. 8), the     resonant frequency      
 will then shift by 

      
 as follows: 

       
     

 (           ) 

(  ) 
         (      ) (Eq. V. 9) 

 From (Eq. V. 9), we can see that the first effect of a thermal variation in a FRR will be a uniform 

shift of the optical frequency comb generated by the FRR (the minus sign indicates a negative frequency 

shift). Together with this uniform frequency shift, the     will change as well. This is the only frequency 

variation in the optical domain that will be visible in the RF domain. Actually, when the FRR is used for 

microwave applications, the photodiode output (at the FRR output) will be the resulting RF frequency of 

the beat-note between at least two optical modes of the FRR’s frequency comb. This     variation is 

given by: 
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 (           ) 

(  )          (      ) (Eq. V. 10) 

 From (Eq. V. 9) and (Eq. V. 10) we get: 

       
                   (      ) (Eq. V. 11) 

 Fig.V. 1 represents a simple illustration of the relation above. The minus sign in (Eq. V. 10) 

indicates a contraction in the FSR versus the temperature. 

 

Fig.V. 1. Relation between optical modes’ absolute frequency shifts and the FSR variation in a heated FRR  

 The      in (Eq. V. 10) has been calculated for different FRR’s lengths and with a temperature 

variation       . The results are presented in Fig.V. 2 where they show that the FSR slightly changes 

versus the temperature and this variation is inversely proportional to the FRR’s length. This being said, 

the longer the FRR is, the more stable it will be versus the temperature. 
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Fig.V. 2.      calculated for different FRR’s lengths with a temperature variation       . The minus sign in 
indicates a contraction in the FSR 

 On the other hand, because in our RF applications using the FRR we utilize two (or even three) 

modes of the FRR (      
 and       

, spaced by the RF application frequency (fRF = FSRRF)), we will have 

to multiply the optical FSR variation by a variable P equal to the number of "optical" FSRs that exist 

between these two optical modes (see Fig.V. 1 for illustration). Therefore, we will get the global FSR 

variation in the RF domain which will be termed as ΔFSRRF. The variable P is given by: 

    
      

        

   
  

 
  

   
 

     

   
  (Eq. V. 12) 

 Therefore 

               (Eq. V. 13) 

 We can finally conclude that: 

        
 

  

   
      (Eq. V. 14) 

 And 

 
  

  

 
  

 
    

   
 (Eq. V. 15) 

 These relative fluctuations are therefore a constant equal to -6.8 ppm K-1. 
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 Finally, the global     variation in the RF domain,       , will be given independently from the 

FRR length, as follows: 

         
  

 (         )       (      )  (Eq. V. 16) 

 The relative thermal stability of the FRR based OEO is therefore equal to -6.8 ppm K-1. This value 

is comparable to the typical thermal stability of a conventional microwave dielectric resonator oscillator, 

which is in the range of 3 ppm K-1 for commercial devices. 

 Experimental results on the FRR and the OEO thermal stability V.2.2

 To validate the theory, the FRR has been fixed on a temperature-calibrated hotplate. 95 % of the 

20m-long FRR were in contact with the plate while the two optical couplers were isolated from thermal 

variations (see Fig.V. 3). Of course, if the optical couplers are exposed to thermal variations, their 

coupling coefficients may slightly change, leading to a minor modification in the FRR characteristics, 

especially in its QOpt and in the IL. 

 

Fig.V. 3. FRR heating using a temperature-calibrated hotplate. The optical couplers were thermally isolated; T: 
thermoelectric Peltier-junction. 

 For a         and a microwave application frequency     = 10.2 GHz, the calculation of (Eq. V. 

16) gives a         of (-) 2.4 MHz, taking into account that only 95% of the FRR is exposed to this 

thermal variation. The minus sign indicates a contraction in the FSR versus the temperature. This means 

a negative shift by 2.4 MHz in the resulting RF frequency if the FRR is used for a microwave domain 

application. 

 Experimentally, we have used the microwave domain characterization bench (see chapter II) to 

measure the FRR transmission response before and after being heated. We have found a frequency shift 

of 2.5 MHz, as it is shown in Fig.V. 4. 
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Fig.V. 4. 20m-long FRR’s transmission response before and after being heated on 95% of its total length. A RF 
frequency shift by 2.5 MHz has been obtained when         and     = 10.2 GHz 

 Furthermore, we have performed the same test on 75% of a one-meter long FRR to validate our 

theoretical results that expects the same thermal stability for all resonators lengths if the resonators are 

used for microwave domain applications (like in the OEO case) in the same conditions. The experimental 

results have validated our theory. 

 In addition, as we have already mentioned, heating the optical couplers will modify their 

coupling coefficients, but it marginally modifies the resonant frequency which remains determined by 

the FRR’s loop length. 

 Finally, the OEO temperature stability can be calculated using the above described approach, 

providing that the temperature changes remain in a moderate range around the nominal system 

temperature. Moreover, we have to consider the dielectric resonator bandwidth regarding the FRR’s 

    and its    
  

 versus    characteristic to prevent an eventual mode hopping in the OEO oscillation. 

 FRR and OEO tunability V.3

 Tunability is a desired feature in any optical filter [5]. This also applies to the FRR case due to the 

high QOpt that could be obtained using such a resonator structure and the simplicity in its fabrication. 

Moreover, numerous studies were made (and are still made) to investigate the different possibilities to 

tune the oscillation frequency in different OEO architectures (in delay-line based OEOs [6]-[9] by using 

double delay-line loops or adding an optical filter to the OEO loop, or in WGM resonators based OEOs by 

using tunable WGM resonators made of electro-optic crystalline materials...). This proves that the 

tunability is an important feature to be studied in our FRR based OEO, and we have therefore 

investigated the FRR tunability by different means. 
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 Of course, the aforementioned thermal stability study is a first technique which may be used to 

tune the FRR-OEO oscillation frequency. Nevertheless, we have realized that the FRR response to the 

temperature is too weak (70 Hz/K for a 20m-long FRR; see Fig.V. 2). Also, temperature tuning is a very 

slow process and therefore inefficient for many applications. We have therefore searched for other 

means to tune the FRR frequency response. 

 Theoretical studies on the tunability of the FRR V.3.1

 Studying the FRR’s tunability, we have investigated the possibilities of tuning the absolute 

frequency of the optical frequency comb generated by the FRR, and also tuning the FRR’s FSR. Ideally, we 

have searched to tune both of them independently. 

 Absolute frequency tuning using an optical phase-shifter V.3.1.a

 In [11], D. Sadot has reported on an ultra-fast tunable optical filter with a tuning speed of less 

than one nanosecond. His filter configuration was based on a direct-coupled ring resonator architecture 

where a phase-shifter (PS) has been inserted within the fiber ring loop. The PS was used to control the 

phase delay inside the ring loop, and therefore, the phase matching condition in the ring resonator. A 

change in the phase matching condition leads to an absolute frequency shift in the optical frequency 

comb generated by the resonator. This frequency shift is proportional to the additional phase-shift 

added inside the fiber ring loop. The principle can be used to control the absolute frequency of the FRR’s 

optical comb in our case, (see Fig.V. 5 (a)). 

 

Fig.V. 5. (a) FRR architecture with a phase-shifter used to control the phase delay inside the fiber ring loop. (b) ADS 
simulation of the optical frequency comb shift in a 20m-long FRR (in blue) when an additional phase-shift        

is added inside the FRR’s loop 

 Similar to the temperature variation case, when the PS is driven by a given DC voltage (    ), 

the optical signal inside the FRR will encounter an additional phase delay (    ), depending on the PS’s 

phase-shift coefficient (       
    

    
). As a result, the phase matching condition in (Eq. V. 4) will be 

replaced by: 
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      (Eq. V. 17) 

 The additional phase delay      is given by: 

       
                

 
 (Eq. V. 18) 

where       is the PS’s refractive index variation and     is the PS length. Usually,     does not 

experience any significant change when applying      to the PS, therefore its variation could be 

neglected. 

 Accordingly, the resonant frequency      
 in (Eq. V. 5) will be replaced by: 

      

 
      

        (Eq. V. 19) 

where       is the optical resonant frequency shift, proportional to the phase-shift induced by the PS. It 

is given as follows, [11]: 

       
     

  
 

 

   
  

     

  
      (Eq. V. 20) 

 From (Eq. V. 20), it is clear that when an additional    phase-shift is added to the optical signal 

inside the fiber ring loop, the optical resonant frequency      
 will shift by one FSR. Using ADS, we have 

simulated the transmission and absorption responses of a 20m-long FRR, where a phase-shifter has been 

inserted within the fiber loop. Changing      from 0 to    and monitoring the FRR’s responses has 

confirmed the validity of this tuning principle (see Fig.V. 5 (b)). Furthermore, such a tuning technique 

does not modify the FRR’s transmission characteristics (IL, QOpt etc…). 

 As we have already mentioned, the frequency shift in the resonator’s optical comb will not be 

visible in the RF domain using our microwave domain characterization technique (this technique can only 

confirm that no significant change in the FSR occurs). Nevertheless, this frequency shift could be 

detected using the narrow linewidth laser wavelength scanning method (detailed in chapter II), as we 

will see in the following. 

 The tuning principle using a PS has been experimentally tested. We have used a 23m-long FRR 

with a PS (general optics FPS 001) that has been inserted within the fiber loop. This PS has been 

characterized using a Mach-Zhender interferometer configuration (see Appendix B), and we have 

measured a PS’s phase-shift coefficient       = 0.059π rad/V. Therefore, a      equal to 18 V will result 

in a      equal to π rad. 
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 The FRR including a PS (FRR-PS) has been characterized using the narrow linewidth laser 

wavelength scanning method and the experimental setup illustrated in Fig.V. 6. The second 20m-long 

FRR in this setup has been used as a spectator FRR to witness on the absolute frequency shift in the 23m-

long FRR’s optical comb. 

 

Fig.V. 6. Experimental bench used to detect the frequency shift in a 23m-long FRR’s optical comb, caused by an 
additional phase-shift added inside the ring loop via a phase-shifter. RUT: resonator under test; C3dB: 3dB coupler 

 The experimental results are depicted in Fig.V. 7. These results confirm that when an additional 

phase-shift        is added inside the FRR’s loop, its optical frequency comb shifts by the half of the 

resonator’s FSR, (      
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Fig.V. 7. Absolute frequency shift by FSR/2 of the optical comb generated by the 23m-long FRR (in yellow), occurred 
when an additional phase-shift        is added inside the FRR’s loop. The second 20m-long FRR (in green) has 

been used as a spectator ring to witness on this absolute frequency shift 

 Free spectral range tuning using a variable optical coupler V.3.1.b

 The Sagnac effect, named after French physicist Georges Sagnac who has provided the first 

experimental demonstration in 1913, manifests itself in a setup called ring interferometer. This setup 

was capable of indicating the state of rotation of the frame of reference in which it was at rest [12]. In 

this ring interferometer, the injected light beam is split and the two beams are made to follow a 

trajectory in opposite directions. The output of this interferometer is sensitive to any phase difference 

between these two counter-propagating beams. 

 In our case, the same effect could be used to split the FRR’s resonance, thus creating a new and 

controllable optical frequency comb. This is achieved in a configuration that includes a classical FRR 

architecture with Sagnac mirror (SM) inside the fiber ring loop. The SM is created by a fiber loop of given 

length LSM and a tunable optical coupler (TC) (see Fig.V. 8.). This technique has been thoroughly studied 

by C. Vázquez et al. [13] [14], where analytical expressions describing a similar architecture have been 

derived (they used a single-direct coupled ring resonator instead of the FRR we are using). 

 In this architecture, a FRR including a SM (FRR-SM), the optical resonance experiences a split that 

looks like a creation of a new optical frequency comb. The resonance split value (  ), or what we can call 

the new optical comb’s absolute frequency shift from the main optical comb, depends on the TC’s 

coupling coefficient (κTC). By tuning κTC from 0 to 100 %, we are able to modify    from zero to one 

complete FSR. 

 The FRR-SM’s FSR, for both optical frequency combs, is given by: 
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  (        )
 (Eq. V. 21) 

where LFRR is the FRR length. 

 

Fig.V. 8. General architecture of the FRR including a Sagnac mirror 

 Using ADS, we have created a model of the FRR-SM, with an 18m-long FRR and a 2m-long SM.  

We considered that the fiber attenuation Af is equal to 0.5 dB/km (P-M fibers) and that the three 

couplers’ excess losses were as follows: γ1 = γ2 = γTC = 0.03 dB (all these values can be technically 

achieved). Furthermore, an optimal optical coupling has been found for couplers C1 and C2 (κ1 = κ2 = 8%). 

 The simulation results of the optical transmission spectrum versus κTC, at both second and third 

outputs of the FRR-SM structure, are presented in Fig.V. 9 (we have presented only the results for κTC = 

1% and 50 % for clarity’s sake). 

 From these results we can see that, interestingly, the main optical frequency comb will still be 

fixed while the new comb is shifted in function of κTC. This FRR-SM characteristic has not been reported 

in the work of C. Vázquez et al. [13] [14]. Moreover, a frequency shift by 
         

 
 can be observed in 

the new optical comb when κTC is equal to 50 %. 

 Furthermore, the resonator’s both outputs seem to behave differently. We have therefore 

compared both outputs’ behavior versus κTC, regarding the main and new resonances’ FWHM and 

transmission loss (see Fig.V. 10 (a) and (b) respectively), and the main and new resonances’ worst-case 

rejection (see Fig.V. 11). 
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Fig.V. 9. ADS simulation results of the optical transmission spectrum at both second (a) and third (b) outputs of the 

FRR-SM’s versus κTC. A frequency shift by 
         

 
 can be observed in the new optical comb when κTC is at 50 %. ↑ 

and↓ notations indicate an increasing or a decreasing in κTC value 
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Fig.V. 10. ADS simulation results of the transmission characteristics at the FRR-SM’s both second and third outputs’ 
main and new resonances of versus κTC: (a) FWHM and (b) Transmission loss 

 

Fig.V. 11. ADS simulation of the worst-case rejection at the FRR-SM’s both second and third outputs’ main and new 
resonances versus κTC 

 The results in Fig.V. 10 (a) show that for both outputs, the FWHM is the same for the main and 

the new resonances, however, we can get a narrower FWHM at the FRR-SM’s third output and on a wide 

range of κTC variations. This FWHM is between 344 kHz and 348 kHz, which means a QOpt of 5.6x108 at 

1.55 µm laser wavelength. Identically, the results in Fig.V. 10 (b) show that for both outputs the 

transmission loss is the same for the main and the new resonances. On the other hand, we can get a 

constant transmission loss at the second output versus κTC (transmission loss = 8.6 dB), which is not the 

case at the third output. Actually, we can see that the transmission loss at the third output varies from  

8 dB to 9.1 dB versus κTC, which is still acceptable if we take into consideration the FWHM behavior and 

also the worst-case rejection behavior of the resonances at the third output.  
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 Actually, Fig.V. 11 results show that for both outputs, the worst-case rejection is the same for 

the main and the new resonances, but we can get a higher rejection at the FRR-SM’s third output and on 

a wide range of κTC variations.  

 All-tunable FRR V.3.1.c

 The simulation results of section V.3.1.b are very interesting: they predict, together with section 

V.3.1.a’s simulation and experimental results, that an all-tunable FRR (TFRR) structure is possible if we 

combine the tunable coupler effect with the phase-shifter effect. This structure will include a SM and a 

PS as illustrated in Fig.V. 12. It is noteworthy to know that the insertion of the PS either in the SM loop or 

in the FRR loop will have the same effect on the TFRR response. 

 

Fig.V. 12. All tunable FRR: a FRR including a Sagnac mirror and a phase shifter 

 The frequency spectrum at the third output of a 20m-long TFRR has been simulated using ADS. 

The simulation results presented in Fig.V. 13 show that an independent tuning of the new optical comb, 

and uniformly both new and main combs, is possible by means of the tunable coupler and the phase-

shifter respectively. 
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Fig.V. 13. 20m-long all-tunable FRR’s third output frequency spectrum simulated using ADS. An independent tuning 
of the new optical comb and a uniform tuning of both new and main optical combs is respectively obtained by 

changing the coupling coefficient of the tunable coupler and the phase-shift added by the phase-shifter  

 Experimental results of an all-tunable FRR V.3.2

 Due to the significance of what ADS is predicting on the TFRR, and in order to confirm these 

simulation results, we have tried to fabricate a TFRR with some optical devices available at our 

laboratory. 

 For this purpose, we have first characterized a polarization maintaining variable ratio optical 

coupler (905(P)-E from Evanescent Optics Inc.). This coupler’s coupling coefficient is adjusted by two 

different means: a fast tuning accomplished by means of a micrometer screw, and a fine tuning remotely 

controlled using a piezoelectric actuator. The coupling characteristics of the tunable coupler are 

presented in Fig.V. 14 versus the DC bias voltage applied to its piezoelectric actuator. They show that the 

coupler’s excess loss is very high, as it can be around 20% (~1 dB). Moreover, both outputs A and B are 

not equilibrated and also the coupler is not free of hysteresis. 

 The PS we used has been already mentioned in section V.3.1.a and its characterization is detailed 

in Appendix B. It has a phase-shift coefficient       = 0.059π rad/V. 

 Finally, a TFRR has been fabricated using the aforementioned variable coupler and PS, with FRR’s 

input and output couplers having the following characteristics: κ1 = κ2 = 30 % and γ1 = γ2 = 0.1 dB. 

Unfortunately, the whole structure had very high transmission loss (because this was only a test-

structure and we were using fiber connectors to connect the different elements instead of splicing 
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them). Therefore, we have removed the PS from the TFRR structure and we have only tested the FRR-SM 

behavior. The FRR-SM was 7m-long (LFRR = 5 meter and LSM = 2 meter), thus a 29 MHz           is to be 

expected. 

 

Fig.V. 14. Evanescent Optics (905(P)-E) variable ratio optical coupler scheme and characteristics. A and B notations 
indicate that the coupler has been characterized at its A or its B output. X and Y notations indicate that the coupler 
has been characterized with an input optical signal at its X or its Y input. ↑ and↓ notations indicate respectively 
that the DC bias voltage, applied to the coupler piezoelectric actuator, has been increased from 0 V to 125 V or 

decreased from 125 V to 0 V (we have done these measurements to scale the coupler’s hysteresis) 

 In spite of removing the PS from the structure, the transmission loss was always high, preventing 

a correct description of the FRR-SM’s transmission characteristics using the microwave domain 

characterization bench (chapter II). On the other hand, we were able to describe the FRR-SM absorption 

characteristics using this characterization bench because more optical power can be detected at the 

absorption port of the structure. The characterization results are presented in Fig.V. 15 and they confirm 

a total           of 31 MHz and a frequency shift in the new comb by the half of           when κTC 

is around 50%. The difference in the absorption resonances’ depths is likely due to the fact that the 

variable coupler outputs A and B are not equilibrated. 

 It is noteworthy to point out that when characterizing the FRR-SM structure in the RF domain, 

we have used a frequency-shifter modulator (FSM; fabricated by our Italian partners at SELEX) instead of 

a MZM. Actually, the resonances in the two combined frequency combs, generated by the FRR-SM, are 

not equidistant. This will result in a deformation of the RF response if a linear modulation of the carrier is 

used because the modulation sidebands will probably not overlap with two optical resonances of the 

FRR-SM at the same time. On the contrary, the FSM produces only one sideband modulation of the 

optical carrier. Consequently, it is possible to stabilize the laser carrier on one of the optical resonances 
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of the main frequency comb (ideally), and the modulation sideband will explore the other resonances of 

the two combs generated by the FRR-SM and transcribe them accurately in the RF domain. 

 

Fig.V. 15. 7m-long FRR-SM tunability characterized at its absorption output using the microwave domain 
characterization bench. The absorption output was used because the FRR-SM transmission loss was very high, 

preventing a correct transmission characterization of the structure. The difference in the absorption resonances’ 
depths is likely due to the fact that the variable coupler outputs A and B are not equilibrated 

 Finally, we have tried to characterize this FRR-SM using the narrow linewidth laser wavelength 

scanning method (detailed in chapter II), but we were also having the same high transmission loss issue. 

Using an EDFA, we were able to detect the transmission behavior of the FRR-SM (at its third output) 

versus some values of κTC (1%, 30%, 70 % and 87 %). The results are depicted in Fig.V. 16. 

 In spite of a transmission spectrum where resonances are not equilibrated (due to the couplers 

outputs which are not equilibrated), the results in Fig.V. 16 fit qualitatively well with our simulation’s 

predictions on the FRR-SM optical comb tunability versus κTC. 

 Finally, these different theoretical and experimental studies confirm qualitatively the possibility 

of having an all-tunable FRR. Of course, the FRR-SM structure we experimentally characterized was only 

a test-structure that was not optimized. It was used to validate what ADS has predicted on the FRR-SM 

tunability. Such a tunable structure can be very advantageous for many applications (narrow bandwidth 

tunable filter, tunable OEO…). 

 Also, as an example, we can lock two optical modes of the TFRR onto two absorption lines of a 

hydrogen cyanide reference cell [15], and then we can use these TFRR modes for time-frequency 

applications in the optical domain or in the RF domain. 
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Fig.V. 16. 7m-long FRR-SM tunability characterized at its third transmission output using the narrow linewidth laser 
wavelength scanning method. The results show a frequency shift in the new comb that can be equal to ~0.93 

          if κTC is equal to ~ 87 %. The difference in the absorption resonances’ depths is likely due to the fact that 
the variable coupler’s outputs A and B are not equilibrated 

 Conclusion V.4
 In this chapter, a theoretical study of the FRR based OEO thermal stability has been presented. 

The temperature sensitivity of this system, when it uses two optical modes of the FRR for microwave 

stabilization, is determined by the FRR thermal stability. This thermal stability has been found to be close 

to -6.8ppm K-1 whatever the FRR length is. This relative thermal stability value is comparable to the 

typical thermal stability of a conventional microwave dielectric resonator oscillator, which is in the range 

of 3 ppm K-1 for commercial devices. Our results have been successfully confirmed through different 

experimental tests.  

 In addition to this study, the FRR tunability has been theoretically studied and we have been able 

to demonstrate the tunability concept of an all-tunable FRR structure. In this structure, the optical 

frequency comb absolute frequency and the     can be both changed independently, respectively by 

means of a phase shifter and a tunable optical coupler in a Sagnac loop configuration. This structure has 

been simulated and then qualitatively validated through different experimental tests. Finally, if such a 

structure can be improved in terms of losses, it could be very useful for many optical and RF applications. 
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General Conclusion 
  

 In this manuscript, we have presented a research work focused on the design of a high spectral 

purity microwave source using an optoelectronic oscillator (OEO) based on a passive optical resonator, 

and particularly, on a fiber ring resonator (FRR). This approach is relatively recent and different 

compared to the one using an optical delay line (DL). The resonator in this case provides simultaneously 

a large optical delay and a selective signal filtering. It was therefore important for us to point out the 

efficiency of this approach through many theoretical and experimental studies. 

 Of course, very high spectral purity sources have been already demonstrated using DL-OEOs. In 

these systems, contrarily to microwave oscillators, the signals’ spectral purity can be possibly better 

when the RF application frequency increases. On the other hand, DL-OEOs remain bulky and their 

thermal stabilization is difficult. In addition, they produce spurious modes that need complex 

configurations to be reduced. 

 It has been recently found that the use of passive optical resonators can be the solution for 

many problems encountered in microwave oscillators (e.g. spectral purity at very high frequencies) and 

in classical DL-OEOs (e.g. size, spurious modes and thermal stability). One of the optical resonators that 

can be used are the WGM micro-resonators (WGMRs) of mm and sub-mm sizes. They can sharply reduce 

the oscillator’s size and open the path towards integration of such oscillators, with satisfying phase noise 

levels. Nevertheless, their use in a system is a bit demanding because of the mechanical difficulty in 

setting up a reliable coupling with a light source and the numerous frequency combs they generate. 

 Throughout this thesis, a calcium fluoride disk-shaped WGMR has been used to build a 12.5 GHz 

OEO. We have used a symmetrical coupling technique to couple the laser light-wave onto the resonator. 

The phase noise spectrum of the generated signal is shown in the figure below. We have found that this 

phase noise was limited by the WGMR’s optical quality factor (     = 8.4x107) and the RF amplifier’s 

noise. 

 The fact that the FRR is much simpler to use and to fabricate than WGMRs, and that very high 

     could be obtained using this resonator, this has made it a very interesting alternative to build an  

OEO. This optical passive resonator has been therefore thoroughly studied in this manuscript. 

 During our studies on the FRR, it turned out that such a resonator must be well studied and 

designed before being used in an OEO setup. In the figure below, we present the phase noise results of 

the first experiment we made using a 10m-long FRR. This resonator was a test module which has not 

been well optimized and designed for such application. As a result, and to be able to correctly use a FRR 

in an OEO setup as the frequency stability element, we have performed multiple modeling studies to 

simulate the FRR characteristics in function of its different parameters, especially its couplers’ coupling 

coefficients and losses. The obtained simulation results have been then validated experimentally using 

optical domain and microwave domain characterization benches. 
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 In parallel with these simulations, we have created a FRR model using a microwave CAD software 

(ADS from Agilent). This FRR model has been implemented in a global OEO model which has been 

created using the same software. Consequently, open-loop power and frequency simulations have been 

performed and then validated experimentally. Still, the phase noise simulations using the OEO’s ADS 

model are so far not realistic and noise modeling needs further investigations to make it possible. 

 These modeling studies have been of great interest in optimizing the different FRRs we have 

designed and fabricated later during this thesis, and also in our investigations on the tunability of the 

FRR. Moreover, even if a direct computation of the phase noise is still difficult, the OEO’s ADS model has 

helped us to understand the different noise conversion phenomena occurring inside the FRR based OEO. 

One of our optimization studies was based on the evaluation of the white frequency noise 

contribution to the phase noise of the FRR based OEO. We have shown that there is a trade-off to be 

made regarding the resonator couplers’ coupling coefficients in order to get a satisfying      and a low 

noise-to-carrier ratio at the same time. This should finally lead to a low white frequency noise 

contribution. Thanks to this study, an important reduction of the OEO phase noise has been 

demonstrated using an optimized 20m-long FRR featuring a      = 5.1x109 (see the figure below). 

Despite that, the noise results were always far from our theoretical expectations. We have 

therefore scrutinized the different noise conversion processes that can take place in the OEO setup. Our 

noise studies have revealed that the laser frequency noise can be converted into OEO phase noise via 

the FRR when the laser is not properly stabilized onto the center of the optical resonance. Furthermore, 

we have found that the laser relative intensity noise (RIN) can be up-converted to microwave amplitude 

and phase noise via the photodiode nonlinearity. A photodiode optimal optical power working-point, at 

which the photodiode’s RIN-to-RF phase noise conversion factor could approximately vanish, has been 

identified. 

Still, and despite all these studies, another important noise contribution to the OEO phase noise 

was always present and had to be studied: the nonlinear optical effects generated inside the FRR due to 

its very high      and its high intra-cavity power enhancement factor. Among these, the Brillouin 

scattering and the Rayleigh scattering were the dominating nonlinear effects. These effects are power 

dependent and we have found that the OEO phase noise can be further improved by working at low 

optical power (see the figure below). On the other hand, such a low optical power will degrade the noise-

to-carrier ratio and also prevent the photodiode from working on its optimal optical power to reduce its 

nonlinearity. 

Therefore, these nonlinear optical effects were deeply studied in the FRR case. Through these 

studies, we have found a way to completely suppress the Brillouin scattering and to reduce the Rayleigh 

scattering in a new design of an immunized and high quality factor (     = 2.1x109) 100m-long fiber ring 

resonator (IFRR). Once this IFRR was used in an OEO setup, considering also the different optimization 

studies we have made, we have been able to measure a considerably reduced phase noise with a  

-128 dBc/Hz noise level at 10 kHz offset frequency and a -150 dBc/Hz noise floor (see the figure below). 
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Aside from its negative effects on the phase noise of the FRR based OEO, investigations have 

been performed on the generation of millimeter-wave signals using the Brillouin selective sideband 

amplification process in the 20m-long FRR. The synchronization of the Brillouin selective amplification 

lines with a 21.7 GHz RF seed signal has resulted in the generation of high power and high spectral purity 

millimeter-wave signals up to 65 GHz. 

 

Recall of the phase noise results obtained using the different resonators and oscillators studied throughout this 

thesis 

 Finally, we have presented a theoretical study on the thermal stability of the FRR based OEO. 

This thermal stability has been found to be close to -6.8ppm K-1 regardless of the FRR length. Our 

experimental results have confirmed this proposition. This relative thermal stability value is comparable 

to the typical thermal stability of a conventional microwave dielectric resonator oscillator, which is in the 

range of 3 ppm K-1 for commercialized devices.  

 In addition, the FRR tunability has been inspected and we have been able to theoretically 

demonstrate the tunability efficiency of an all-tunable FRR structure. In this structure, we can 

independently change the optical frequency comb’s absolute frequency and the mode spacing. This 

structure has been qualitatively validated through different experimental tests and could be very useful 

for many interesting applications (communications systems, radars…). 
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Perspectives 
 

 The comparison between the phase noise results obtained in the 100m-long IFRR based OEO and 

those obtained in a 330m-long active cavity based OEO (the COEO commercialized by OEwaves, the well-

known company in the field) has shown a slight noise gap between both OEOs, which is in favor of the 

COEO. However, taking into account the fact that our IFRR is a passive resonator that has more than 

three times shorter length, this makes our OEO results very encouraging compared to the COEO. 

Moreover, we can expect to get even better results if the resonator’s architecture is further optimized 

(which is possible if lower loss optical components are used, therefore much better resonator 

characteristics can be obtained), if other laser stabilization techniques are used (e.g. optical injection 

lock), if RF amplifiers’ noise contribution to the OEO phase noise can be reduced and if lower noise 

optoelectronic components (laser, photodiode…) are used. The same expectation applies to the case of 

the calcium fluoride disk-shaped WGMR based OEO we have created (increasing the WGMR’s quality 

factor and reducing the other noise contributions). 

 Moreover, like in DL-OEOs, passive resonators based OEOs can also benefit from the theory that 

predicts a better spectral purity of the signals generated by these systems at higher application 

frequencies (in the millimeter-waves range). Therefore, we think that better performance can be 

possibly obtained at higher frequencies for both OEOs we have demonstrated: the WGMR based OEO 

and the 100m-long IFRR based OEO. However, increasing the application frequency involves a large 

amount of work on the modulation and detection techniques in these frequency ranges to preserve the 

quality of the generated signals. 

 Besides that, more understanding of the different noise processes that occur in the OEO setup 

can be achieved by improving the OEO model we have created using a microwave CAD software. 

Moreover, and aside from the Brillouin threshold’s theoretical prediction we have made, it will be 

interesting to model the Brillouin scattering efficiency inside the resonator. This will make it proficient to 

suppress the effect by a different way than the one we used or, on the contrary, it will create FRRs with 

enhanced nonlinearity for eventual nonlinear optics applications. For example, in the 20m-long FRR we 

can push the pump power much further than what it was reported in this manuscript to be able to 

generate high power and high spectral purity millimeter waves far above 100 GHz. Of course, specific 

optical-electrical detection schemes must be used in this case (wideband photodiodes). 

 Always in nonlinear optics’ field, and even not detected in the 20m-long FRR, four-wave mixing 

can be used to generate high spectral purity microwave sources if specific managements are done in the 

FRR structure. 

  In the 100m-long FRR, we have seen that the insertion of an isolator has completely (optically) 

suppressed the Brillouin scattering and reduced the Rayleigh scattering. Of course, this technique can be 

improved by using a lower loss isolator. However, other methods like inducing a thermal difference in 

the FRR structure can possibly (acoustically) suppress the Brillouin scattering and therefore avoid the 



Perspectives 
 

164 
 

additional optical loss caused by the optical isolator. Moreover, it would be interesting to inspect the 

FRR’s response and nonlinearity at cryogenic temperatures, especially the behavior of the Brillouin 

scattering and the Rayleigh scattering as they are both spontaneously generated from the optical fiber’s 

thermal instabilities. Can the use of the FRR at cryogenic temperatures suppress these nonlinear effects 

and increase the FRR’s optical quality factor, and therefore reduce the OEO phase noise as in the 

cryogenic DRO’s case? 

 Finally, the tunability demonstrated in a FRR based structure is very interesting as it can be used 

to create tunable FRR based OEOs or for an eventual locking of the structure’s optical combs to ultra-

stable atomic references. Hence, this can be then used for time-frequency metrology or to generate 

ultra-high stability microwave and optical sources. 
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Appendix A: Analytical expressions for FRR modeling 
 

 

Double directional coupler fiber ring resonator. 

To model the FRR parameters separately, we have first extracted analytical expressions for the 

resonance conditions from a detailed study that have been performed by F. Zhang et al5 on a single-

coupler direct-coupling ring resonator. We have extended their study in order to develop analytical 

expressions for the different parameters of the FRR, especially its transmission loss,     ,     and its 

intra-cavity power enhancement factor (    )… 

In these analytical expressions we describe the complex electric field behavior inside the 

resonator (see the above figure), where couplers C1 and C2 are assumed to be reciprocal. 

 At resonance, the optical circulating wave is in phase with the input light wave, the resonance 

phase condition is therefore as follows: 

                   (        ) (Eq.A.I. 1) 

 After one turn inside the resonator, the complex electric field at port 2 can be written as follows:

  

    √(    )  √   √(    )           (Eq.A.I. 2) 

                                                           
5 F. Zhang and J. Lit, "Direct-coupling single-mode fiber ring resonator," J. Opt. Soc. Am. A  5, 1347-1355 (1988). 
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 The electric field of the wave propagating from port 2 to port 3 will be: 

 
  

  √(    )    

 √(    )  √(    )  √   √(    )           
(Eq.A.I. 3) 

 When resonance occurs, the energy lost after one turn inside the resonator is equal to the input 

energy coming from C1, this means that: 

 |  
 |  |  |

  |  |  (Eq.A.I. 4) 

where |  |  is the input time-averaged optical energy from the coupler. 

 In our approach we assume C1 and C2 reciprocity. Therefore, |  |  is equal to the energy coupled 

from port 4 to port 1 in C1 (no input energy at port 3). 

 Couplers reciprocity implies that the coupling coefficients    and    are as follows: 
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(Eq.A.I. 5) 

 We can thus obtain: 

 |  |      |  |
  (Eq.A.I. 6) 

where     represents C1 coupling coefficient at resonance. 

 By substituting (Eq.A.I. 3) and (Eq.A.I. 6) into (Eq.A.I. 4) we can obtain the resonance amplitude 

condition: 

         (    )  (    )  (  )  (    )         (Eq.A.I. 7) 

 At resonance, the optical circulating wave is in phase with the input light wave, the resonance 

phase condition can be therefore obtained as follows: 

                   (        ) (Eq.A.I. 8) 
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where   is the optical propagation constant (  
    

 
) and p is an integer. 

 When resonance amplitude and phase conditions are both satisfied, the optimal resonance is 

established in the FRR (the optimal condition for an absorption line equal to null). 

 In C1 and C2, the excess loss coefficients γ1 and γ2 are defined as: 

 

     
|  |

  |  |
 

|  |
  |  |

 
 

     
|  |

  |  |
 

|  |
  |  |

 
 

(Eq.A.I. 9) 

where Ei (i=1,2,3,4,5,6,7,8) represents the complex electric field amplitude at port i. 

 Using coupled-mode theory, the complex amplitudes of the output electric fields in C1 coupler 

can be expressed as: 

    √(    )   [(√     )  ( √     )] (Eq.A.I. 10) 

    √(    )   [( √     )  (√     )] (Eq.A.I. 11) 

 E2 and E4 are further related by: 

    √(    )  √   √(    )                (Eq.A.I. 12) 

 From (Eq.A.I. 10), (Eq.A.I. 11) and (Eq.A.I. 12) we can drive the expression of the intensity ratio at 

the first output of the FRR (absorption line): 

 

  

  

 √(    )  √  [  
  

  √   √(    )  √   √(    )  √(    )            
]

 √(    )  √  [  
  

  √      
] 

(Eq.A.I. 13) 

where      (    )     (    )  (    )         for simplicity. 

 The output intensity ratio can be therefore written as follows: 
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)] (Eq.A.I. 14) 
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 By substituting (Eq.A.I. 12) into (Eq.A.I. 11) we can have: 

 

  

  
 

 √   √(    )

  (√   √(    )  √   √(    )  √(    )            )

  
 √   √(    )

  (√      )
 

(Eq.A.I. 15) 

 We can therefore drive the expression of the intensity ratio of the circulating intensity inside the 

FRR: 

 |
  

  
|
 

  
   (    )

     √       
 (Eq.A.I. 16) 

 

 Now if we consider that    separates the output coupler C2 from the input coupler C1, we can 

write E5 in functions of E4 as: 

                    (Eq.A.I. 17) 

 E8 could be thus written as follows: 

    √(    )   [( √     )  (√     )] (Eq.A.I. 18) 

 Considering that there is no energy input from port 6 we have: 

      √(    )   √                   (Eq.A.I. 19) 

 Dividing (Eq.A.I. 19) by E1 and substituting (Eq.II. 8) in the resulting equation we can get the 

intensity ratio output at the FRR third output: 
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|
 

  
   (    )     (    )        

     √       
 (Eq.A.I. 20) 
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Appendix B: Characterization of the optical phase shifter (FPS-001 from 

general photonics) 
 

 Before using the phase-shifter (PS) in our FRR structure including a phase-shifter (FRR-PS), we 

have to evaluate its phase-shift coefficient (      ).  This coefficient is given by the following relation: 

       
    

    
                 (     ) 

where      is the additional phase-shift variation (added to the optical signal passing through the PS) 

caused by the  DC bias voltage variation      applied to the PS. 

 

Mach-Zhender Interferometer 

 The experimental bench used to characterize the PS is depicted in the above figure. It is based on 

a Mach-Zhender interferometer configuration. To be able to estimate      , we applied a DC bias 

voltage ramp, varying from 0 to 50 V, to the PS inserted into one of the interferometer’s arms. At the 

same time, we recorded the signal detected by a photodiode (PD) at the interferometer output, using an 

oscilloscope. 
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 Looking at the PD output signal in function of the DC bias voltage applied to the PS (see the 

above figure), we can see that a           causes a phase-shift        . Moreover, a           

causes a phase-shift        , thereby we get a PS’s  phase-shift coefficient                    . 
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Appendix C: Real images of the different experimental benches 
 

 

Image 1. Measurement bench used to evaluate the laser RIN degradation 

 

Image 2. Measurement bench used to measure the spectrum of the backscattered stimulated Rayleigh scattering  
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Image 3. Millimeter waves phase noise measurement bench 

 

Image 4. 100m-long immunized fiber ring resonator (the FRR inside is very small compared to the package) 
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Image 5. Global experimental setup of the optoelectronic oscillator  

 

Image 6. Optoelectronic oscillator’s optical part 
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Image 7. Optoelectronic oscillator’s RF part 

 

Image 8. OEO open-loop response characterization using a vector network analyzer 
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Image 9.OEO phase noise measurements in the Faraday cage 
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Abstract: 
Optics represents an elegant and reliable solution to generate high spectral purity microwave signals, especially the 
approach using the optoelectronic oscillator (OEO). The spectral purity of these sources is very important for space 
and military applications and also for time and frequency domain metrology. During this thesis, we have fabricated 
and studied many types of resonator based OEO in order to optimize the system phase noise. We have especially 
investigated an original approach using a passive fiber ring resonator (FRR). This resonator type can feature optical 
quality factors higher than 10

9
 when only few meters of optical fibers are used (L ~ 10 m) and it can be easily 

integrated in a planar setup. Moreover, we have performed an important work on 3D WGM resonators based 
oscillators. 
In the FRR based OEO, spectacular progresses have been achieved thanks to a good understanding of the system 
intrinsic noise phenomena. Actually, we have found that the most important noise parameters were the laser FM 
and AM noise conversion into RF phase noise by means of different nonlinearities in the system (like the 
photodiode nonlinearity), but also by the generation of nonlinear optical effects inside the resonator. By controlling 
these effects, we have been able to reduce the OEO phase noise level and to reach a -128 dBc/Hz noise level at 10 
kHz offset frequency from a 10.2 GHz carrier. This has been achieved using an OEO based on a 100m-long passive 
FRR, which has been optimized and immunized against different nonlinear optical effects. 
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Résumé : 

L’optique constitue aujourd’hui une solution performante pour la réalisation de sources très pures en 

hyperfréquences, en particulier grâce à l’approche de l’oscillateur électro-optique (OEO). La pureté spectrale de ces 

sources est essentielle pour les applications spatiales, militaires et pour la métrologie du temps et des fréquences. 

Durant cette thèse, nous avons réalisé et étudié différents types d’OEO à résonateur optique en vue d’optimiser le 

bruit de phase de ce système. Nous avons en particulier orienté nos travaux vers une approche originale utilisant 

un anneau résonant fibré (ARF) passif. Ce type de résonateur présente en effet des coefficients de qualité optiques 

supérieurs à 10
9
 pour des longueurs de fibre restant relativement faibles (L ~ 10 m) et facilement intégrables dans 

un support planaire. En parallèle, nous avons mené un travail important sur les oscillateurs à base de résonateurs 

optiques 3D. 

Concernant l’OEO à ARF, des progrès spectaculaires ont pu être obtenus grâce à une meilleure compréhension des 

phénomènes de bruit intrinsèques à ce système. Les deux types de bruit prépondérants étaient la conversion du 

bruit du laser (FM et AM) en bruit de phase RF par différentes non-linéarités (dont la photodiode) et le 

déclenchement d’effets non-linéaires optiques à l’intérieur du résonateur. Le contrôle de ces effets a permis en 

particulier d’éliminer des remontées importantes de bruit sur le spectre de l’oscillateur, et d’atteindre un niveau de 

bruit de phase de -128 dBc/Hz à 10 kHz de la porteuse à 10.2 GHz en utilisant un OEO à base d’un ARF passif de 100 

mètres de longueur, optimisé et immunisé contre les effets non-linéaires optiques. 
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