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Chapter1 Review on POSS Based Polymers and Their

Self-assembly 1.1. General introduction of POSS based polymer preparation

A brief introduction of NCs

Materials have accompanied mankind virtually from the very beginning of its existence.

For thousands of years, materials were as a scale to civilization and have been considered of such importance that historians and other scholars have named certain ancient periods after the material which was predominantly utilized at that respective time. Examples are the Stone Age, the Copper-Stone Age, the Bronze Age, and the Iron Age etc. Even for a long time natural polymeric materials have came into human's life, and modified natural polymer and synthetic polymer have been used since 19 century, they played an increasingly important role till the development of polymer science since 50's 20 th century.

Relative to metals and ceramics, polymeric materials generally have low density, good processibilty and flexibility along with lower module and strength. Therefore, the reinforcement of polymeric materials with second phase particles to generate the so-called "composite" became one of the most important issues in polymer science. NPs (having at least one dimension in the range 1~100 nm) prove to effectively improve the mechanical properties of polymers even at relatively low filler content, generating "NCs". Using this approach, the polymer properties can be efficiently improved while maintaining its inherently low density and high ductility. Conventional routes to introduce inorganic NPs included the dispersion of pre-formed nano-scaled inorganic materials, i.e. silica, metal or metal oxides, into a polymer matrix [1,2] , or by a conventional sol-gel process involving hydrolysis and condensation reactions from metal alkoxides, commonly alkoxysilane [3] . Tailor-made inorganic clusters such as carbon nano-materials, layer silicates and POSS provided a third promising way to reinforce polymer matrices with inorganic-rich domains.

Synthesis of POSS

POSS was a type of inner O/I hybrid nanofiller originated from the development of silicon chemistry. Typical molecular structure of POSS is (RSiO 3/2 ) n , which was between silica (SiO 2 ) and silicon rubber(R 2 SiO), composed of a inorganic Si-O cubic core and organic substituent R connected to Si vertex, in which R could be hydrogen, alkyl, alkenyl, aryl or their derivates [4,5] . With a size between 1~3nm,which was in the same order of gyration radius of polymer chain, POSS was considered as the smallest silica particle [6] .

In 1946, Scott et al [7] have obtained compounds formulated (RSi 1.5 O) 2 , namely methyl silsesquioxane occasionally in the investigation of the thermal rearrangement of branched chain methylpolysiloxane synthesized from dimethyldichlorosilane and methyltrichlorosi1ane.

Brown et al [8] successfully synthesized after a few days gave the dimer, Cy-T 2 (OH) 4 studied by Frank Feher and co-workers [9,10] . The field of silsesquioxane chemistry has grown dramatically in the past two decades and scientists paid more attention in catalyst support area till in 1990s'. Since Edwards Air Force Base (U. S. A.) has devoted to the study on POSSs in the application of aerospace materials, POSS became a tailored "nano-filler" to reinforce polymer materials. It is funded the Air Force Office of Scientific Research which is an excellent model to transitioned the collaboration of government-academic to the commercial sector. The major POSS manufactory marked the start-up of Hybrid Plastics in Fountain Valley, CA, was set up in the fall of 1998, and monopolized the main production and market of commercial POSSs.

The synthesis of POSSs mainly includes, the control hydrolysis and condensation of reactive silane as mentioned above [11,12] , corner-capping of incompletely closed POSSs [13,14] (Fig1.2) , control cleavage of preformed POSSs [9,[14][15][16][17][18][19][20] (Fig1.3), and converse of functional POSS vertex groups (Fig1.4) which was well reviewed in a recent publication by Cordes et al [21] . Practically speaking, physical mixing was the easiest way to prepare POSS NCs and, naturally, has been adopted by many research groups. POSS moieties can be dispersed in the polymer matrix at a level mediated by weak (van der Waals) or strong (hydrogen-bonding) interactions. POSS moieties physically blended into a polymer matrix tended to aggregate and crystallize as NPs and only molecularly dispersed at very low loadings and with favorable POSS-matrix interactions, if without specific interaction. This simple, feasible and promising route to mass production of POSS/thermoplastics were extensively investigated in the past decades and well reviewed by Alberto Fina et al [22] and Kuo et al [23] . Thanks to the versatility of POSS vertex groups, various thermoplastics such as HDPE [24] , PE/PP [25] , PP [26] ,
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polysiloxane [27] , PVC [28,29] , PC [30,31] , PMMA [32,33] , PS [34,35] , PA [36,37] etc. were potential to be matrices. The crucial factor on properties of such kind of blending was the dispersion state of POSS in the matrices, which was obviously depend on the balance between polymer-POSS interactions and POSS-POSS self-interactions. It was worth noting that physical blending may lead to macroscopic phase separation between POSS and the polymeric host at higher loadings, if driven to do so thermodynamically. Special processing or interaction was required to achieve better miscibility [38][39][40][41][42][43] .

A prevailing methodology to prepare POSS tethering polymers was to (co)polymerize the POSS macromer bearing one polymerizable group and the remaining inert vertex groups, with a suitable host comonomer to obtain the desired O/I hybrid polymer NCs. There several polymerization method to achieve such target, depending on the type of polymerizable group.

POSS bearing reactive double bond was one of the most popular macromer for POSS tethering polymers. The synthesis of reactive double bond POSS macromers brought about a new period of POSS based nano-hybrid [44][45][46][47][48][49][50][51][52][53] . Their homopolymer and copolymer with various well-known monomers have been widely synthesized and studied.

Step growth polymerization also could be applied for the synthesis of POSS tethering polymers if bearing proper functional groups [54][55][56][57][58] . Grafting mono-functionalized POSS onto a polymer chain modified with reactive groups was an alternative way to side chain tethering POSS based polymers. Various chemical reactions could be applied for grafting POSS onto reactive polymer chain [59][60][61][62][63][64][65][66] .

POSS based polymer network could be formed via copolymerization of multifunctional monomers with POSS monomer [67][68][69][70][71][72][73][74][75] . As one of the most successful commercial thermosetting precursors, epoxy set a representative example for polymer network.

Reinforcement by inorganic NPs has been proved to be a promising method to conquer the poor toughness and flame retardancy. For the past two decades, there were amounts of work involved the introduction of POSS into epoxy. Both mono- [76][77][78][79][80][81][82][83][84] and multi- [70,[85][86][87][88][89][90][91][92][93][94][95][96][97][98][99] functionalized POSS were employed to reinforce the epoxy matrix. It was found that the POSS dispersion and system homogeneity increased with the increasing POSS functionality.

However, competition between aggregation and dispersion still existed due to the low reactivity of functional group and steric hindrance, particularly for mono-functionalized POSS. Enhanced extent of reaction between POSS and precursors of matrices is required for well miscible system. Pre-reaction between POSS and precursors has been proved to be an efficient route to enhance the extent of reaction [100][101][102][103] .

Effect of POSS on the properties of polymer

Incorporation of the POSS into a polymer matrix can result in significant improvements in a variety of physical properties due to the reinforcement at the molecular level and the inorganic framework's ceramic-like properties. Recent work showed that the physical cross-links formed by the POSS can significantly retard chain motion, while at the same time the individual POSS cages can act as flow-aids at elevated temperatures. The addition of POSS to organic polymers was found to drastically modify the polymer's properties supplying improved thermal stability as well as modifying the polymer T g , stiffness and resilience. In addition, POSS was composed of Si-O framework, covered by organic vertex groups, which shows inner-hybrid character. The silicon oxide core can react with atomic oxygen in simulated low Earth orbit environments and rapidly form a protective SiO 2 layer, which can self-heal just as quickly due to the uniform dispersion of POSS throughout the organic matrix. Moreover, incorporation of POSS molecules was responsible for reductions in the rate of combustion in the event of fire, improved dielectrical properties as well as for bringing other functional properties, accordingly with the high versatility of POSS synthesis.

Such multi-functional behavior allowed their implementation in a variety of applications.

Morphology, rheology and glass transition of POSS based polymers

From the microscopic viewpoint, the characteristic nano-size of the POSS molecule (1~3nm) was comparable to the dimensions of polymeric segments or "blobs" in the condensed phase (molten or solid), yet nearly double typical intermolecular spacing.

Undoubtedly, the incorporation of POSS moieties into linear polymer chains and/or polymer networks will modify the local molecular interactions, local molecular topology, and the resulting polymer chain and segment mobility. It was well-known that the effectiveness of POSS in enhancing the properties of polymer in NCs or in creating new properties primarily depends on the degree of dispersion and distribution of the POSS cages in the polymer matrix and on type of organic substituent of the silicon atoms of the POSS cage [104] . This behavior depended on the thermodynamic interaction between POSS and the polymer matrix, particularly the constituent polymer segments. If the interaction was favorable or mutually unfavorable relative to POSS-POSS interactions, POSS moieties were well-dispersed; otherwise POSS aggregated. Unlike a filled system or blend, however, POSS aggregation could be limited due to covalent attachment to the polymer backbone that prevented aggregation beyond a scale of about one radius of gyration. Rheology behavior of system in which non-chemical bonding POSS molecular dispersed in polymer matrices has been well investigated. Joshi et al [105] have investigated the rheological and viscoelastic behavior of HDPE-octamethyl-POSS NCs prepared by the melt mixing route. The results showed that, at lower filler concentration (0.25-0.5 wt %), fine dispersion with some level of PE chain-POSS interaction, i.e., weak van der Waals forces, POSS particles acted as lubricant, decreasing chain entanglements and more prociding free volume in the melt, thus resulting in lower complex viscosity (η*). In other publication by Kopesky et al [39] , two liquid POSS: octamethacryl-propyl (MA-POSS) and hydrogenated octamethacryl propyl-POSS (hMAPOSS) loaded in PMMA lowered the viscosity monotonically with POSS loading. Time-Temperature-Superposition (TTS) was successfully employed for all blends and, surprisingly, the Williams-Landel-Ferry (WLF) analysis indicated that the decrease in T g and viscosity observed could not be ascribed to an increase in free volume with increasing POSS content.

Higher loading of POSS above molecular dispersion level caused aggregation (nanocrystal) of POSS if the interaction favored. POSS aggregates dramatically change the rheology behavior of neat matrix. Literature [105] reported that introduction of POSS increased the complex viscosity of the NCs at higher POSS loading when nanocrystal formed. Fu et al [25] demonstrated that the addition of POSS molecules changed the rheological behavior above melting temperature from melt-like in the neat resin to solid-like in the NCs, physically cross-linking the molten of ethylene-propylene copolymers. WAXD results showed formation of POSS crystal aggregates, suggesting that the particle-to-particle interactions between POSS molecules contributed to the unusual rheological behaviors of the EP/POSS NCs. PMMA modified with untethered iBuPOSS and CyPOSS showed similar rheology behavior [39] .

While the particle-to-particle interactions dominated the rheological behavior of physically mixed polymer-POSS NCs, the particle-to-matrix interactions may be more important in the chemically grafted POSS/PNCs, in which the POSS molecules were easily dispersed at the molecular level, Unless the aggregation occurs when the density of strong interact POSS in the polymer chain was high enough. Work on rheology studies by Wu et al [106] showed that TTS worked well for entangled PS tethered with iBuPOSS up to 50wt%, revealing a single phase, which was also evidenced by XRD and TEM. Within the terminal zone, no secondary rubbery plateau was observed, indicating that the interaction between iBuPOSS groups within PS segments was not sufficient to yield "sticky reputation"-like behavior. It was argued that within the framework of the reputation tube theory, the presence of a POSS moiety significantly changed the microscopic topology of the random copolymer chains and led to an increase in the effective tube diameter, which could be the origin of POSS-based dilution of entanglement density. Uribe et al [107] have found rubbery plateau in a largely unentangled poly(4-methylstyrene) copolymers tethered by CpPOSS and CyPOSS moieties. While poly(4-methylstyrene) copolymer with 27wt% of CyPOSS showed terminal (G'∝ω 2 ) and Rouse zones (G'∝ω 1/2 ) without an intervening rubbery plateau. The rubbery plateau spanned 4decades in frequency as the CyPOSS loading increased to 64wt%. This observation was attributed to the formation of the limited POSS aggregation evidenced by WAXS. Similar results were achieved by Lee et al [108] on the PS grafting Al-containing PhPOSS cages, and attributed to the strong POSS-POSS interaction. The difference of rheology behavior on POSS content was explained by the average length between successive POSS cages: when the average length between successive POSS cages is comparable to the size of a POSS cage, the intrachain POSS-POSS interaction will gradually dominate the dynamics of POSS copolymer. The linear viscoelastic response of the POSS-grafted copolymers then changed from a viscoelastic liquid-like response to a viscoelastic gel-like behavior. Rheology study of a miscible system composed of low MW POSS-PS copolymer and high MW polystyrene also demonstrated that PS-POSS acts as a lubricating agent, decreasing the zero-shear viscosity η 0 and rubbery moduli G N 0 [109] . Later work by Wu et al [110] has demonstrated the vertex group effect on the rheology behavior of PS POSS copolymers, further confirming the POSS-POSS interaction on morphology and rheology behavior.

In reactive blending, or co-cure reactions with reactive POSS, the extension of chemical reaction depended on the reactivity of functional group and process, and both tethered and un-tethered POSS moieties existed. The tethered POSS could act as compatiblizer on the interface of matrices and un-tethered POSS. Galy et al [111] have found that the chemical bonding between multi-functional POSS and polymer matrix led to very well dispersed clusters at the molecular scale, whereas the mono-functionalized POSS showed a high tendency to phase separate and to form crystalline domains during network formation. This effect was clearly more pronounced with CyPOSS as compared to iBuPOSS, due to the stronger POSS-POSS interactions in the first case. Moreover it was also demonstrated that most of the mono-functionalized POSS were not covalently bonded to the network.

Solid-state NMR spectroscopy with recently developed re-coupling techniques clearly confirmed that the resulting networks structure and morphology, containing either chemical or physical POSS aggregates, led to remarkable motional heterogeneities [112] .

By carefully control of the extension of reaction, size and distribution control POSS domain for well-tuned unique properties of resulted hybrids became possible. DiLuca et al [82] have explored the possibility of producing a dispersion of POSS crystalline platelets in situ during polymerization, starting from homogeneous solutions. The in-situ generation of POSS crystalline platelets can impart similar characteristics to those observed in clay-modified polymers (except for the nano-size), with the advantage of a much easier processing.

POSS cages were undoubtedly rigid and their significant volume could induce a steric barrier that would increase T g . However, POSS moiety incorporated into the hybrid copolymer or polymer did not always increase T g as expected. The large volume of POSS compared to a typical polymer chain segment implies that the POSS moiety may dominate the local chain motion of the polymer. Moreover, the inert vertex groups which contributed 80% of the POSS volume determined the interaction between POSS group and non-POSS polymeric segments. The computation of the volume-temperature (V-T) diagram using molecular dynamics allowed the prediction of the T g , in spite of the time scale considered [113] .

Herein, we discussed the individual effect of incorporated POSS on T g of matrices.

Firstly, we considered the polymer containing non-functionalized POSS, in which POSS act as additives. As discussed above on the aggregation behavior of such kind of hybrids, Molecular dispersion of POSS could only be observed at very low loading level, and similarity of polymer chemical structure and POSS vertex group was required. In this case, well dispersed POSS always acted as plasticizer to decrease T g due to the dilute effect and additional free volume caused by flexible vertex group [114] . When POSS with strong interaction was incorporated, nano-crystallization or aggregation occured, leading to hard second phase which might reinforce the matrices, causing a T g increase. Strong specific intermolecular interactions such as hydrogen bonding, ion-ion interactions, acid-base interactions, among others, can restrict polymer chain motion and result in enhancement of T g .

In the case of polymer containing tethering POSS, the main influence of POSS on T g was the POSS interaction which was determined by POSS vertex group. It was reported that the incorporation of CyPOSS into the PMMA backbone increased the T g , while the incorporation of iBuPOSS decreased the T g [113] . This result was an additional proof of the accuracy of the force field and protocols used. The authors have also found that in these semi-crystalline copolymers, the increase of T g was attributed one part to the CyPOSS homogeneously dispersed on the material and another part to the presence of the crystalline lamellas, which restricted the molecular motions of the surrounding chains. The well-fitted WLF equation revealed that the fractional free volume at T g , f g increased with the iBuPOSS loading; however, the corresponding temperature coefficient of free volume was seen to decrease with increasing iBuPOSS content. Wu et al [110] proposed that the iBuPOSS groups played a plasticizer-like role in determining the T g , increasing the glassy free volume fraction to enhance the PS segmental mobility.

Wu et al [110] have investigated the thermal and linear rheological behavior of polystyrene (PS)-based random copolymers incorporating POSS with three kinds of vertex groups: iBu, Cp, and Cy. As shown in Fig1.6, the weak iBuPOSS-PS segment interaction resulted in a T g that monotonically decreased with increasing iBuPOSS content. Conversely, the strong CpPOSS/CyPOSS-PS segment interaction resulted in glass transition enhancement, though with complex dependence in the CyPOSS case. They asserted that the vertex group dependence of the glass transition of the copolymers results from competing effects of free volume addition and intermolecular interactions. In total, the variation of T g in the random copolymers was the net result of several effects: free volume fraction, steric barrier, and POSS-polymeric segment interactions. POSS vertex group varies with • iBuPOSS, ■ CpPOSS, and ▲ CyPOSS. Open symbols: samples insoluble Xu et al [115] have investigated the POSS effect on T g by FTIR in PAS-POSS hybrids obtained from common free-radical polymerization, finding that the T g improvement was associated with the aggregation of POSS particles and the dipole-dipole interaction between POSS and PAS molecules. The T g decreased at lower POSS contents came from the inert diluent effect of POSS macromers, which reduced the dipole-dipole interaction of the homogeneous PAS molecules. With the increase of POSS contents, the enhancement of the dipole-dipole interactions of POSS-POSS and POSS-PAS surpassed the decrease of the dipole-dipole interaction of PAS-PAS to result in the increase of the T g . Higher T g and better thermal stability were observed in the star PAS-POSS hybrids than in the linear PAS-POSS hybrids at the same POSS content.

The influence of POSS on T g of cross-linking polymer included the vertex effect, the reactivity of functional group, cross-linking density and nano-reinforcement effect. In fact, due to the lower reactivity of functional group on POSS, the competence between aggregation and dispersion made the effect on T g much more complex than the other two systems mentioned above. The effect of POSS on cross-linking density was also complicated. On one hand, T g was increased by multi-functionalized POSS and decreased by mono-functionalized POSS which increase chain ends, on the other hand, strong interaction between POSS and matrices provide additional physical cross-linking density.

Mechanical properties

New opportunities have emerged for reinforcing polymers using NPs without sacrificing strength, rigidity and T g , as in the case with conventional elastomeric tougher. Such systems have attracted enormous interest from the materials community because they theoretically promised substantial improvement of mechanical properties at very low filler loadings.

Consequently, this lower loading confered nano-filled matrices enormous advantages when compared to microfilled ones. Many characteristic properties of unmodified polymers such as light weight, transparency, ductility and good processability preserved after modification [116] .

As a nano building block, thanks to the variation of POSS type, POSS could form NPs range from 1~3nm (molecular dispersion) to micrometers in various shape through aggregation or self-assembly. The introduction of small amounts of POSS cages gave rise to a certain increase in module, hardness, strength as well as toughness, named "nano-reinforcement effect" [117,118] . Modulus enhancement depended on intrinsic properties of matrix and filler as well as interactions between matrix and filler; ultimate properties, on the other hand, were more sensitive to defects; while surface hardness mainly depended on the surface aggregation of POSS.

It was found that the POSS-POSS interaction was crucial for mechanical properties of POSS-containing networks while the POSS-network chain interactions were of minor importance [119] . Efficient reinforcement was observed mainly in the case of networks involving pendant POSS with a high propensity to crystallization which could form physical cross-links, thus increasing cross-linking density and rubbery modulus. Whereas POSS skeleton with "soft" flexible substituent, such as octyl, shows formation of weak aggregates only, which didn't contribute to reinforcement. The rubbery modulus of the networks with POSS in a junction grew with increasing POSS functionality due to enhanced network cross-link density. Liu et al [120] have reported POSS-reinforced OPBI NCs established by initiating the polymerization of DCDPE and DABz in the presence of octa PhPOSS. It was found that upon the addition of only 2wt%POSS, the Young's modulus, tensile strength, and toughness were all improved by 31, 76, and 138.2%, respectively. More importantly, the ductility for the composites was not reduced but improved, which overcomes the brittleness brought by the addition of inorganic reinforced agent, a traditional shortcoming.

Fu et al [121] have studied morphology development of POSS aggregates under deformation by simultaneous in-situ WAXD and SAXS techniques. The tensile test showed that the incorporation of POSS molecules greatly enhanced the tensile modulus and the strength. The WAXD data shown in Fig1.7a indicated that nanoscale crystals of POSS molecules in the hard segment domains were destructed under stretching. The SAXS data shown in Fig1.7b showed that at strains larger than 100%, the microphase structure of POSS-PU was oriented along the stretching direction. The decrease in the scattering intensity indicates that hard segment domains were partially destroyed, which was consistent with the WAXD observation. At strains above 200%, the SAXS pattern showed an intense streak along the equatorial direction, which was attributed to the micro-fibrillar structure of the strain-induced crystallization of the soft segments, which was also evidenced by WAXD.

TEM observations on a stretched and relaxed POSS-PU-34 sample indicated that tensile stretching broke the large hard segment domains into disk-like domains with plane normal almost parallel to the stretching direction. To describe the mechanism of POSS nano-reinforcement in microscale, Kim et al [122] have observed TEM images of the near-crack, showing well-developed plastic deformation zones at the crack tips when POSS modified epoxy. A three-stage mechanism as shown in Fig1.8 was raised up to explain the results: In the first step, stress concentrated around the POSS aggregates in the matrix. Second, because of the high cross-linking density and strong anchoring of POSS aggregates to the cured system, the network structure couldn't maintain continuity under an external load. The highly concentrated stress could only be released by the formation of voids surrounding the POSS aggregates in the matrix. In the third stage, with the growth of voids orthogonal to the principal tensile stress direction, the shear yielding of the matrix was induced in the form of shear bands. Although the growth of the voids themselves might dissipate only a small portion of the energy, it enabled shear yielding of the matrix to be activated. The main contribution to the fracture energy increase in the POSS-reinforced thermosets studied was thus argued to be the shear yielding mechanism in the matrix triggered by void formation templated by POSS nano-aggregates. In parts b and c, the light regions represent nucleated voids Jones et al [123] have found that introduction of octa-epoxycyclohexyl POSS could improve the tensile strength and modulus in ~20% as compared to the neat SC-15 epoxy systems. The authors set a linear equation to describe the contribution of POSS to mechanical performance:
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was also established to predict the stress-strain tensile behavior of the POSS/epoxy NC. Fig1.9 show the results obtained by linear fitting. Kopesky et al [124] have investigated the toughen of poly(methyl methacrylate) (PMMA) using three distinct POSS species: a crystallizable type that did not disperse on a molecular scale within the PMMA matrix (CyPOSS), and two types of POSS that formed homogeneous mixtures over the loadings we have investigated (MAPOSS and trisilanol-PhPOSS) at loadings between 0 and 15 wt%. The results were shown in Fig1.10. However, all of these binary blends were highly flaw sensitive and thus the reproducibility of the toughening was poor. It was found that the combined addition of the crystallizable CyPOSS and the molecularly-dispersed MAPOSS led to not only the highest toughness values (an increase by a factor of 4 over PMMA) but also excellent reproducibility of the toughening, while not sacrificing the modulus. The authors attributed the toughening to the large amount of plastic deformation required to form the distinct crack structure in these ternary blends, which led to reduced flaw sensitivity. A weak interfacial bond was necessary to observe toughening.

Strengthening of the interfacial bond (compatiblized by POSS random copolymer) led to embrittlement of the samples. Inclusions of approximately 100 nm that had a weak affinity for the matrix tend to toughen it in the absence of supercritical flaws; a third component, such as MAPOSS could be added to make the samples less flaw-sensitive. 

Thermal stability

There have been numerous studies on the thermal stability and decomposition pathways for T 8 R 8 compounds (R=H, Me, i-Bu, i-Oct, Ph) and other POSS species (silanol) by TGA.

Such studies could be complicated by the ready sublimation of many simple POSS compounds under nitrogen and the potential for some to be stable enough to sublime, at least partially, in air. Mantz et al [125] have investigated the thermolysis behavior of both fully and incompletely condensed POSS macromers as well as POSS containing polymers. Sublimation occurred and no cross-linking reactions readily underwent for both all the POSS moiety. Once incorporated into a polymeric form, POSS macromers do not sublime; rather they decompose primarily through partial loss of their organic substituents followed by subsequent cross-linking reactions which incorporates the remaining composition into a SiOxCy network (char). Bolln [126] et al have studied the thermal properties of alkyl (from C2 to C10) substituted cubic cage POSS. Thermogravimetric analysis showed that the weight loss onset shifted to higher temperatures when increasing the alkyl chain length. Further studies by Fina et al [127] showed that the thermal and thermo-oxidation behaviors were depend on POSS type of substitution.

As the POSS in polymer evidenced to low sublimate and in turn the rigid Si rich char prevent further decomposition of polymer matrices, POSS was widely studied as thermal stability enhancer for polymer materials. Even the effect of POSS was complicate and the mechanism has remained controversy, so far as we know, for al most all the case, thermal stability of matrices is improved in different extension. Investigation of the thermal decomposition processes for polymeric systems can provide insight into the structure, composition, thermal stability, and thermo-chemistry of new macromolecular materials. The development of graftable and polymerizable POSS macromers based on structurally well-defined silsesquioxane precursors were examples of new polymer building blocks which promised the preparation of a wide variety of novel polymeric compositions. As there so many reports were related on this tropic, herein, we focused our concern on the process of decomposition and mechanism study on thermal stability improvement.

The effects of trisilanol iBuPOSS on the thermal staility of methylsilicone resin have been investigated and discussed [128,129] . It was proposed that the terminal hydroxyl groups of polymer matrix and POSS silanol were crucial to improvement in thermal stabilities of POSS-containing NCs, which reduced the effect of reactive Si-OH end groups on the thermolysis. Moreover, the nanoscaled dispersion of POSS cages in methylsilicone matrixes was also an important factor to contribute to the enhanced thermal stability. It was plausible to

propose that mass loss from segmental decomposition via gaseous fragments would be suppressed by well-dispersed POSS cubes at the molecular level. On the other hand, TGA,

Si NMR and XPS measurements showed that the degradation process at higher temperatures observed in trisilanol iBuPOSS reinforced methylsilicone was predominantly due to the retardation of chain motions by POSS molecules and the selective removal of iBu group followed by the resulting inorganic SiO2 layer to rigidize the polymer materials and prevent further degradation of the virgin polymer. The promising results combined with the numerous property enhancements previously reported for POSS incorporation into traditional polymer systems made their use as an attractive alternative to filler or coating systems when applied to space-based material applications.

NCs consisting of hybrid copolymers of MACyPOSS and MMA with up to 92 wt % (51 mol %) MACyPOSS and with superior thermal properties were synthesized using solution polymerization [130] . The addition of POSS-1 enhanced the thermal stability, increasing the degradation temperature, reducing the mass loss, and preventing PMMA-like degradation Fig1.11 Thermal pyrolysis process of MACyPOSS-MMA statistic copolymer

Flame retardancy

Regardless the advantages of polymers in contrast to traditional material, their flammability were one of the fatal drawbacks, which represented a major limitation to their extension application. New fire retardant strategies shifting from flame extinguishment to flame prevention by creation of flame starvation conditions during polymer combustion have been developed aiming at materials with low fire risk and hazard. In particular, a breakthrough could come from surface ceramisation and charring taking place in the combustion of polymer NCs. As a preceramic, POSS has been proved to enhance the thermo-oxidation resistance, attributed to the formation of the inert silica-like layer on the surface which can prevent the further oxidation of the inner part of the matrix. Camino et al [131] briefly reviewed the development on POSS as fire retardant in recent decade.

In PC and trisilanol PhPOSS (TPOSS) blend [132] , the addition of TPOSS significantly decreased the peak heat release rate (PHRR) of the hybrids, although the presence of POSS shortened the ignition time at all levels tested. The incorporation of TPOSS also retarded the oxidation of char residue and enhanced the intensity and thermal oxidative stability of the char layer which built up on the surface of the burning polymer. As the following result from Wu [133] , the incorporation of POSS into the epoxy was beneficial for improving the flame retardancy of epoxy. The morphology influences the heat release rate (HRR), because of POSS as a non-halogen fire retardant, the homo-dispersion improved its efficiency. The addition of POSS in epoxy/POSS would accelerate the char formation, resulting in the reduction of the HRR. Franchini et al [134] have also reported that lower HRR was observed for 3.7 wt% pre-reacted glycidyl-PhPOSS incorporated into DGEBA as compared with that of non reactive Octa-PhPOSS.

However, single POSS component not always showed positive effect in flame retardancy as expected [135] . The most important role of POSS in flame retardancy has been proved to be the synergetic effect with other flame retardant [89,[136][137][138][139][140] . The possibility to subtract part of the organic polymer from combustion through carbonization was one of the main goals in polymer fire retardancy; in this sense metal-POSS compounds were promising fire retardants and synergic formulation with other flame retardant additives should be studied. Fina et al [141] have found that Al iBu POSS appeared to be an effective fire retardant for PP, resulting in lower HRR and Effective Heat of Combustion (EHC), whereas the addition of octa-iBuPOSS and PP/Zn-POSS not show any fire retardancy improvements. They attributed the PP/Al-POSS behavior probably to the catalytic effect of the Al moieties, promoting secondary reactions during polymer degradation and leading to partial PP charring, instead of complete volatilization.

Wang et al [143] have investigated the thermal stability of the phosphorus-containing epoxy resin PCEP/OVPOSS hybrids containing 0, 1, 2, and 3 wt % content of OVPOSS by TGA.

The comparison between experimental TGA curves and the calculated ones indicated that the synergistic effect of phosphorus-silicon on flame retardancy: phosphorus promoted the char formation, and silicon protected the char from thermal degradation. The results from RT-FTIR and Py-GC/MS showed that the thermal oxidative degradation process of PCEP/OVPOSS hybrid was very complicated which included the oxidation, condensation, and cross-linking reactions. The flame retardant properties evaluated by microscale combustion calorimetry experiments showed that the incorporation of OVPOSS into epoxy resins obviously decreased the peak heat release rate and total heat release of the hybrids. SEM and XPS study of char residues indicated that the addition of OVPOSS retarded the oxidation of char residue and enhanced the flame resistance of epoxy resins.

Gérard et al [143] have studied synergistic effect on flame retardance of OMPOSS and conventional flame retardant ammonium polyphosphate (APP) in an epoxy resin (Fig1.12).

The morphology of the residues after burning as shown in Fig1.13 indicated that the addition of OMPOSS in combination with APP drastically increased the resistance of the final char residue due to less cracks and more homogeneous bubble distribution with smaller size even the intumescing ratio was slightly reduced. Furthermore, the char residual of epoxy modified with combined flame retardant was composed of two layers: the lower area was black whereas the upper one was filled with bubbles and has a metallic appearance.

Fig1.12 Mass-loss calorimeter curves for epoxy formulations (heat flux: 35 kW/m 2 )

The smoke was fatal when got fire, so the reduction of smoke release was meaningful to evaluate the fire retardant. The lower smoke production was related to the more aromatic specimen left in the carbonaceous layer, which led to higher char yield. Wu et al [144] have Eon et al [145] have found that the etch rate decreased as the increase of POSS content of poly(tert-butyl methacrylate) (PtBMA)-based ethyl POSS random copolymers in oxygen. In situ XPS measurements showed that a silicon oxide layer was formed on top of the ethyl-POSS copolymers during oxygen plasma processing. Tegou et al [146] have reported the ethyl-POSS containing copolymers applied as resist components for nano-fabrication. Minton et al [147] included AO exposure of samples with protected and unprotected areas followed by depth profilometry erosion studies. As shown in Fig1.15, 10 wt% POSS-polyimide exhibited an order of magnitude decrease in erosion step height after exposure to AO relative to space-certified Kapton H. Lin et al [148] have prepared a series of negative-type photo-resists with various MI-POSS methacrylate contents via blending. This blending type photoresists with mono-methacrylate group POSS had similar photoresist characteristics as the copolymer type with slightly less efficiency but better processability. In recent, Moon et al [148] have fabricated 2D and 3D structured organosilcates from epoxy functionalized POSS cage materials using holographic lithography, which can be conveniently converted to silica structures by thermal removal of the organic moieties (Fig1.16). Ro et al [150] have precisely quantified the performance of octameric organosilicate materials with tunable chemical and mechanical properties as replication materials to create low-cost, high-resolution secondary nanoimprint lithography molds. Selective etching of well-patterned BCPs, PS-b-PMAPOSS and PMMA-b-PMAPOSS formed nanomaterials with precisely size control [151] . The control over domain orientation by solvent annealing on unmodified substrates, combined with the high etch selectivity between the blocks, and the ability to access very small domain sizes (<10 nm) makes these BCPs a unique and exciting material platform to create etch-resistant masks. 

Surface properties

With a well-defined size of approximately 1.5 nm, POSS moieties were also good candidates to be utilized as a stabilizer to polymer thin films. POSS segregation at the film surface reduced the surface free energy and spreading coefficient, and its segregation at the film-substrate pinned the contact line polymer film and substrate, leading to the inhibition of dewetting. Concentration in-depth of copolymers with POSS mixed with t-BMA analyzed by ARXPS showed non-uniform distribution [152] . Thus surfaces wee almost identical for all copolymers studied with silicon mass percentages from 3% to 19%. Below this surface, the bulk material seemed from the point of view of the XPS to be organized in a random way without particular structure.

Hosaka et al [153,154] have found that the incorporation of CpPOSS could lead to a dewetting inhibition of PS thin film on silicon wafers. Accordingly, CpPOSS moieties were rich in two regions: one was at the surface of the film, where the Si concentration was 6 times as high as the theoretical value of the mixture. The other was at the film-substrate interface (the rim of the hole). Meanwhile, they realized that the POSS segregation and dispersion state were a function of vertex (R) groups surrounding the Si-O cage, which determined the interaction between POSS moieties and the polymer matrix. POSS-terminated polystyrene (PS-POSS) prepared by Nitroxide radical Mediated Polymerization (NMP) can actually stabilize PS thin films against dewetting [155] . Neutron reflectivity measurement of deuterated PS-POSS thin film revealed that the POSS moieties of PS-POSS formed enrichment layer at the interfaces of the film.

POSS cage decorated by aliphatic or fluorinated group had very low surface energy and tended to immigrated to surface, lowering the surface energy and improving the processbility of polymer. Wanke et al [156] have exposed polypropylene (PP) to plasma treatment and then reactively coated with POSS-isothiocyanate in order to modify both of its surface characteristics: chemical composition and roughness. The results showed that the POSS-coating promoted the reduction of surface roughness and induced a substantial increase in the water contact angle. Random incorporation of fluorinated POSS into PMMA chain have been reported to decrease the surface energy at very low POSS content (i.e. 3wt%) [157] . In these copolymers, microphase separation was observed, i.e., F-POSS units tend to form a nanostructured dispersed phase in the bulk of films prepared from solvent casting of copolymer solutions. Water and oil repellent terpolymers containing POSS and fluoropolyether segments have also been prepared and characterized [158] . With the increasing of the POSS content, better thermal stability and hydrophobicity of the terpolymer were obtained. The hydrophobicity and oleophobicity of the terpolymer could be adjusted by controlling the feed ratio of Ov-POSS. The cotton fabrics coated with the terpolymers could achieve super-hydrophobicity and high oleophobicity. MAiBuPOSS addition in poly(isobornyl methacrylate) (IBoMA) has been reported to reduce the surface energy, which opened the way to obtain hydrophobic methacrylic coatings without the use of fluorinated monomers [67] . The effect was particularly important for cross-linked polymers where the addition of 30 wt% POSS decreased the surface energy from about 29 mN m -1 to 16 mN m -1 , a very low value for hydrocarbon materials.

Assembly behavior of POSS based polymer

POSS with inert vertex groups (linear-or cyclo-aliphatic) on the silicon-oxygen cage rendered it quite hydrophobic in nature and further provides the potential to create (quaisi) amphiphilic molecules when combined covalently with polymer chains. As for any other amphiphilic system, self-assembled nanostructures can be expected in both the bulk and solvent, especially if a solvent selective for one of the components is utilized. Moreover, the perfect asymmetric of cubic POSSs allowed them well packed to form crystal like aggregates.

The strong ability of POSS to aggregate in non-solvents made it interesting to study the self-assembly behaviors of polymer-POSS hybrids. In such a selective solvent, amphiphilic molecules can display supermolecular aggregates ranging from spheres, to rods, to lamellae.

Assembly of POSS directed by other well defined structures

In some case, less defined POSS hybrid could form well patterned structure, if directed by well defined structure with specific interaction (strong dipole, hydrogen bonding or covalent bonding) between POSS and unique block. Novel single-molecular hybrid nano-cylinders by covalently attaching a monothiol-functionalized POSS (POSS-SH) to PGMA cylindrical brushes (Fig1.17) [159] . Then monothiol-functional POSS was covalently attached to the PGMA brushes by reaction with the epoxy groups. Due to the steric hindrance, only 20% of the epoxy groups reacted with POSS-SH, according to SLS before and after functionalization. Both the length and the diameter of the brushes increase due to functionalization, as indicated by AFM and non-stained TEM measurements. The residual SiO 2 obtained from the pyrolysis of PGMA-POSS in TGA measurement showed interesting connected cylindrical structures. Lu et al [160] have reported PCL-b-P4VP directed blending octa-phenol POSS self-assembly mediated by hydrogen-bonding interactions. POSS interact with PVP and PCL gradually with the increase of its content and the morphology of BCP gradually changed from lamellar to cylindrical and spherical, finally to a miscible system as the pridyl to OH molar ratio increased from 1:0 to 1:2 as schematically illustrated in Fig1. 18. Mixing aqueous solutions of anionic BCP micelles and of silsesquioxane NPs led to a straightforward formation of O/I nano-hybrids that responded to pH and salinity [161,162] .

Complexation in acidic media was driven by hydrogen-bonding and ionic interaction, and in alkaline media, nano-hybrids were mainly formed due to ionic interaction. The reason for the size conservation was most probably due to the kinetically frozen micellar core and the compensation of (i) increased steric repulsion due to complexation and (ii) attractive interactions between the silsesquioxane NP and the charged PAA. Cryo-TEM micrographs indicated a core-shell-corona structure of the nano-hybrids, where the shell had a higher density of NPs than the corona.

POSS cages fully functionalized with maleamic acid or aminophenyl ligands capable of hydrogen bonding with the PEO blocks of low MW BCPs can induce order in the otherwise disordered BCP melts, producing well-ordered and highly filled composites with small domains [163] . The phase behavior of the composites depended significantly upon the choice of hydrogen bonding ligands, however, blends with both additives with F108 formed well-ordered cylindrical and spherical morphologies. Lamellar morphologies were accessible using Pluronic P105 as the template. Between the two ligands, maleamic acid was found to result in higher levels of incorporation than aminophenyl while maintaining the well-ordered BCP morphology. Strong order in the BCP nanostructure was maintained up to 80% loading of POSS-OAA and up to 40% loading of POSS-OAP in F108. XRD and DSC measurements indicated miscibility and compatibility of both the additives with PEO. Cross-linking of the POSS-OAA-F108 composite at 50% and 70% additive loadings upon heating to 160 o C followed by calcination at 650 o C yielded meso-porous silica with cylindrical and spherical morphologies that were templated by the presence of the BCP.

Fig 1.19

Assembly of POSS in polymer via hydrogen bonding and TEM images of meso-porous silica obtained from pyrolysis

Synthesis and self-assembly of POSS end-capping polymers

Kim et al [164] have investigated the morphological, microstructural, and rheological properties of amphiphilic telechelics POSS-PEO. It was found that the morphologies of the crystals were dramatically affected by POSS incorporation level and thus length of PEO block.

Amphiphilic POSS telechelics showed microstructural features characteristic structure of two separate crystalline components-PEO and POSS. The amphiphilic POSS telechelics behave like triblock. The persistence of a POSS nano-crystalline phase at temperature between the melting transition of PEO and POSS led to dramatic alteration in physical properties, especially flow behavior (Fig1.20). The dynamic module of the POSS10k-tel having about 20 wt% POSS content was solid like for a wide range of temperatures above the PEO melting temperature, but apparently underwent an order disorder transition at a temperature near the apparent melting temperature for the POSS phase observed calorimetrically. Further study on the viscosity data of dilute solution of new POSS-PEO telechelics revealed the influences of polymer architecture and solvent polarity on associative behaviors of the polymers in dilute solutions [165] . It was found that the solution viscosities were strongly affected by the solvent (THF/water) composition. A polyelectrolyte-like effect was observed in H 2 O, manifested as an upturn in η red at low concentration, postulating the formation of micelles in the solutions. It was concluded that the associative behavior of the amphiphilic POSS telechelics could vary depending on the POSS content and the length of PEO blocks affording a significant variation in hydrophobic/hydrophilic balance as well as on solvent polarity.

Fig1.20 Two steps molten behavior of POSS end-capped PEO

Solution behavior of telechelic styrene/sodium styrene-sulfonate copolymer P(S-co-SSA)

with POSS as the end groups has been studied [166] . In the studied concentration range, the Tele-PSS-POSS molecules self-assembled into micelles that had a hydrophobic core mainly composed of iBuPOSS surrounded by a corona of PSS loops. With increasing Tele-PSS-POSS concentration, the micelles became increasingly interconnected, forming larger hollow supermicellar structures (Fig1.21). The uniqueness of this amphiphilic telechelic hybrid lied in the strong aggregation propensity of POSS, which induced micelle bridging even at low concentrations. poly(ethylene oxide) (CSSQ-PEO) has also been studied [167] . A core-corona structure of unimolecular and aggregated CSSQ-PEO was found in aqueous solution. DLS measurements and TEM micrographs showed that unassociated unimolecular micelles coexisted with micelles aggregates at certain concentrations. The corona PEO segments were expanded and swollen in aqueous solution that may cause the CSSQ-PEO unimolecular micelles to form large-size spherical aggregates. The interconnections between the micelles aggregates led to the formation of network-like structures at higher concentration.

POSS-helical polypeptide copolymers have been synthesized through the ring-opening polymerization (ROP) of γ-benzyl-L-glutamate N-carboxyanhydride (γ-Bn-Glu NCA) using aminopropyl iBuPOSS as a macroinitiator (Fig1.22) [168] . The POSS moiety incorporated at the chain end of the PBLG unit played two important roles: (a) allowing intramolecular hydrogen bonding to occur between the POSS and PBLG units to enhance the latter's R-helical conformations in the solid state and (b) preventing the aggregation of nanoribbons although the POSS blocks' protrusion from the ribbons results in the formation of clear gels in solution (Fig1.23). Such a hierarchical self-organization was interesting from a biomimetic point of view, and also provided a new strategy for the design of micrometer-scale superstructured materials with nanometric precision. ). The POSS-containing RAFT agent was further applied in the RAFT polymerization of N-Isopropylacrylamide (NIPAM) [169] , tert-Butyl acrylate (t-BA) [170] and St [171] to produce the tadpole-shaped O/I hybrid polymers. The tadpole-shaped O/I hybrid PNIPAM exhibited a change in volume in response to external temperature changes. P(t-BA) was further hydrolyzed into amphiphilic, tadpole-shaped POSS-PAA. 24 The synthesis of POSS containing CTA Considering the polymer matrices as selective solvent, the self-assembly of (quasi)amphiphilc POSS based polymers occurred in the matrices as well as in conventional selective solvent, if not rapidly frozen by vetrification. Zheng et al have synthesized hepta(3,3,3-trifluoropropyl)POSS capped PCL [172] , PEO [173] and poly(hydroxyether of bisphenol A) [174] , and used them as modifier in epoxy to construct NCs via the in situ polymerization (Fig1.25). The formation of nanostructures was addressed on the basis of miscibility and phase behavior of the subcomponents of the O/I amphiphile with epoxy after and before curing reaction. It was proposed that the formation of the nanostructures followed the mechanism of self-assembly. AFM showed that there is significant migration of the POSS moiety at the surface of the thermosets. The static contact angle measurements indicated that the O/I NC displayed a significant enhancement in surface hydrophobicity (or dewettability)
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as well as reduction in surface free energy. In most situations, POSS acted as hydrophobic block due to their low polarity. However, in the studies of self-assembly in aqueous solution, amphiphilic molecules composed of big hydrophilic head and long hydropobic tail was more popular. Cheng et al [175] for the first time have successfully synthesized such kind of POSS based "giant surfactant" via combination of living anionic polymerization, hydrosilylation, and thiol-ene "click" chemistry. The micellar morphology of PS-APOSS in solution changed from vesicles to wormlike cylinders andfurther to spheres as the degree of ionization of the carboxylic acid groups increased.

Unexpectedly, it was found that the PS tails in the core of PS-APOSS micelles were highly stretched and the trend of the core radii of the micelles was found to be Rvesicle < Rcylinder < Rsphere, which is the opposite of that for the traditional PS-b-PAA BCP system. The conformational rigidity of the APOSS head groups and the strong APOSS-APOSS interactions in PS-APOSS micelles are believed to force the PS tails to stretch in order to minimize the overall free energy. This novel class of giant surfactants expands the scope of macromolecular amphiphiles and provides a platform for the study of the basic physical principles of their self-assembly behaviors. In a present publication [176] , they have also reported the synthesis of other two kind of POSS end capped amphiphilics based on PLA via chain initiation from mono-hydroxyl functionalized heptavinyl POSS (VPOSS-OH) with controlled MW and narrow polydispersity by stannous octoate-mediated ring-opening polymerization of L-lactide, followed by by thiol-ene "click" chemistry to functionalize the POSS with various functional groups, such as carboxylic acids, hydroxyl groups, and sugars to impart tunable polarity and functionality to the head group. Miao et al [177] have studied the self-assembly and chain-folding in well-defined PE-b-PEO-b-POSS triblock molecules. In these triblock oligomers, both PE and POSS were crystalline, whereas PEO became amorphous due to tethering of its both ends to other two blocks. In the crystalline state, PE chains tilted 32° from the lamellar normal, and both iBuPOSS and CpPOSS molecules stacked into four-layer (ABCA) lamellar crystals, having the same trigonal (R3 hm) symmetry as in pure POSS crystals. Because the cross-sectional area for a PE chain in the PE crystals (0.216 nm 2 /chain) at the interface was much smaller than that for a POSS molecule in POSS crystals (1.136 nm 2 /molecule), the self-assembly and PE chain-folding were substantially affected by the sequence of PE and POSS crystallization when crystallizing from the melt. On the basis of this study, the authors concluded that confinement effect plays an important role on chain-folding of crystalline block oligomers, which in turn determines the unbalanced cross-sectional areas between chemically different blocks and finally dictates their final crystalline morphology.

Mather et al [178,179] have reported that iBuPOSS-centered poly(ε-caprolactone) (PCL) polyol telechelics network showed evidence for microphase separation and complex crystallization competition between PCL and POSS. It was found that only those PCL networks with high POSS loading (>34 wt%) led to POSS crystalline domains as indicated by differential scanning calorimetry (DSC) and wide-angle X-ray diffraction (WAXD). Dynamic mechanical analysis showed two distinct rubbery plateaus in the sample with 42 wt% POSS loading, one between the T g of amorphous PCL and the prominent POSS melting point, the other appearing above the POSS melting point and afforded by the covalent crosslinks. An excellent one-way shape memory response (shape fixing and recovery) was observed for these high POSS loading samples featuring POSS crystallinity. It was observed that for POSS-PCL diols there was coordination (via hydrogen bonding) between the inert corner groups of POSS and the PCL end groups, thus compromising PCL crystallization. Network formation gave rise to POSS crystals embedded in an amorphous PCL phase.

Synthesis and self-assembly of POSS BCPs

In contrast to that in solution, the self-assembly of end-capped POSS polymer in bulk or film was few investigated, due to the low POSS fraction and low MW. BCPs were proper candidates for further investigation on bulk self-assembly behavior and application of POSS based polymer. With the developing of LCP, synthesis of POSS BCPs with high MW and POSS fraction and tunable composition became possible.

POSS bearing reactive double bond was one of the most popular macromer for POSS tethering polymers. New synthetic routes were applied to these POSS macromers to achieve designed structure polymers. Among which, the LCP have been attracted considerable attention due to their potential in topological design and end-functionalization. Herein, the synthesis of well defined POSS based BCPs via LCP and their self-assembly were presented individually.

Haddad et al [180] for the first time have reported on the self-assembly of AB POSS based BCPs, poly(norbornene-POSS)-b-poly(norbornene) prepared via ROMP. As shown in Fig1.27, the TEM images of thin sections revealed that such diblocks featured prominent micro-phase separation when the POSS content was above 10 wt%. The distinct dark POSS-rich phase, due to its higher electron density, featured the strong ordering as cylinders (Fig1.28). However, the long-range ordering of cylindrical POSS-rich micro-domain was poor, perhaps due to poor MW distribution. ROMP of norbornene ethyl POSS monomer (NBEPOSS) and 2-endo-3-exo-5-norbornene-2, 3-dicaboxylic acid trimethyl ester (NBETMS) was performed by Xu et al [181] as well. The BCP PNBETMS-b-PNBEPOSS were then converted to PNBECOOH-b-PNBEPOSS by hydrolysis and precipitation. Pyun et al [182,183] have successfully synthesized well-defined AB diblocks and ABA triblocks PBA-b-PMAPOSS via ATRP (Fig1.29). TEM images obtained with selective staining of POSS revealed that microphase separation did not occur at lower POSS loadings, where the DP n followed PMAPOSS 6 -b-PBA 481 -b-PMAPOSS 6 . At a higher molar ratio PMAPOSS 10 -b-PBA 201 -b-PMAPOSS 10 , strong micro-phase separation was observed but with a morphology inverse that expected: PBA cylinders were periodically distributed in a continuous PMAPOSS despite it being the larger weight fraction component. Above both T g of the two phases, the rheological behavior showed a lack of fluidity at even the highest temperature and lowest frequency. The slope near 1/2 at lower frequency, observed for both log G' & G'' vs log reduced frequency, was consistent with other rheological observations for ordered BCPs. This non-terminal rheological behavior was attributed to elasticity derived from the micro-phase separated morphology of a strongly segregated system. However, even the polymer were narrow dispersed, the DP n can not be higher than 15 for MAiBuPOSS due to the steric hindrance, which limited the wide application of this method.
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Fig 1.27 Synthesis of norbornene POSS BCP via ROMP

The self-asembly of amphiphilic copolymers PEG-b-PMAPOSS synthesized via ATRP has also been studied [184,185] . It was found that the diblock copolymer showed tailored micellization behavior, whereas the triblock copolymer formed physical gel crosslinked by organization of POSS block (Fig1.30). Gelation was induced in micelle solution of diblock copolymer by introducing triblock copolymer chains as well. The rheological performance 

Fig1.30 Schematic presentations of intermicellar aggregates in solutions and gels

Rios-Dominguez et al [186] have attempted to synthesize hybrid BCP based on the hybrid styryl POSS by stable free radical polymerization using BPO and hydroxyl-TEMPO (Fig1.31).

The POSS-TEMPO macro initiator synthesized in this work had a M n in the order of 3900Da with a PDI of 1.1. The M n for the polystyrene synthesized with different amounts of the POSS-TEMPO macro initiator increased slightly with the amount of the macro initiator, whereas the M w showed an important increase since the PDI increases from 2.7 to 4 when PS was synthesized with 5 and 20wt% of the POSS-TEMPO macro initiator, respectively.
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Synthesis of POSS based block copolymer via NMP

Hayakawa et al [187,188] have investigated the LAP of methacryl POSS monomer. It was reported that LAP break the limitation in polymerization degrees caused by stereic hindrance as described in ATRP and NMP, thus hybrid BCPs with tunable composition could be easily synthesized. O/I BCPs containing POSS namely PMMA-b-PMAPOSS and PS-b-PMAPOSS were synthesized with excellent control over the POSS chain length and narrow polydispersity. Insight studies on the POSS packing in hybrid BCPs have been carried out in nanoscale thin films of PS 214 -b-PMAPOSS 27 by using in situ GIXS (GISAXS and GIWAXS) with a synchrotron radiation source [189] . Vertically oriented lamellar structure in the out-of-plane of the film with the thicknesses of the PS and PMAPOSS domain layers were 20.4 and 15.9 nm was formed in the solvent-annealed films with and without further thermal annealing.
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Surprisingly, it was found that in the lamellar structure, the PMAPOSS layers were composed of two sublayers, namely a densely ordered layer (13.0 nm thick) and a less ordered layer (2.9 nm thick). The block chains in the densely ordered layer formed orthorhombic crystals whereas those in the less ordered layer formed molecularly stacked layers as schemed in Mya et al [190] have synthesized PMAiBuPOSS homopolymer and their BCP, PMAiBuPOSS-b-PMMA by RAFT polymerization, for the first time, in the presence of DDTA. From the evaluation of the MAiBuPOSS polymerization kinetics, the monomer conversion was found to be ∼80% and the M n at this conversion were 24000 and 32300 Da for the [MAiBuPOSS]/[DDTA] ratios of 100 and 200, as determined by GPC. However, the high polydispersity was observed in PMAiBuPOSS homopolymers due to the presence of low MW species attributed by the chain termination reaction, which revealed that the RAFT polymerization was not well-controlled by using DDTA. (1~3nm) which were also named "molecule silica", whose chemical structure followed the basic composition of (RSiO 1.5 ) n , typically n=8. The main structure of POSS was inorganic siloxane cage externally covered by organic subsistent, by which the dispersion and compatibility could be controlled in a wide range of polymer systems. The POSS synthesis, application and development in the past two decades were well reviewed by Cordes et al [1] in a recent publication. The incorporation of POSS moieties into polymeric systems would modify the molecular interactions, molecular conformations and segment mobility, which dominated the macroscopic properties of polymer such like thermal stability, mechanical properties, flame retardant and surface properties etc. [2][3][4][5] .

Si Si Si Si O Si Si Si Si O O O O O O O O O O O R R R R R R R O O R=iBu 0.33eq AIBN, toluene Si Si Si Si O Si Si Si Si O O O O O O O O O O O CH 2 R R R R R R R H 2 C CH 2 O S O CH 3 n SC 12 H 25 S

100/200eq

HO O Si Si Si Si O Si Si Si Si O O O O O O O O O O O CH 2 R R R R R R R H 2 C
As a kind of "building block", POSS was concerned to construct nano-hybrids by assembly or aggregation of POSS cages in "bottom up" way. Supramolecular structure by self-assembly of POSS moieties gained much concern presently. Previous research on POSS based copolymer was focused on polymer with tethering POSS, which included random tethered polymers, end-capped tele-chelics polymers and BCPs. Works on POSS based polymers and their properties were well reviewed by Wu et al [6,7] and Kuo et al [8] . POSS has gained increasing interest in the past decades due to its inner-molecular hybrid characteristics and potential application in high performance materials. Recently the research on structure-properties relationship of such kind of nano-hybrids rose up as a hot issue in polymer chemistry and physics. In the pursuit to understand the relationship between morphology and properties of POSS base polymer, the synthesis of well-defined molecular architecture polymers for morphology control became particularly important. BCPs containing POSS block was an alternative kind of well-defined POSS based polymer. Since the POSS block might play a role as rigid "rod" which could result in special properties, the synthesis of POSS based BCPs has recently gained attention as a route to prepare novel NCs.

POSS BCPs were firstly synthesized by Mather et al [9] via ROMP and Pyun et al via ATRP [10,11] . Due to the synthetic limitation, even some interesting character such as microstructure separation, thermal properties and rheology of POSS BCP were observed, properties based on POSS BCPs were few studied. Hussain et al [12] have synthesized AB diblocks and ABA triblocks containing POSS block and PEG block, and POSS block in ABA tri-blocks played a role as crosslink in gelation in solution. Xu et al [13] have synthesized POSS based amphiphilic BCPs via RMOP. Quite recently, Hirai et al [14] successfully synthesized POSS based BCPs without DP n limitation via LAP. Both nice micro structures and corresponding application in nano-materials manufacturing were reported in their publications [15][16][17][18][19] .

It is well-known that LCP is common method to synthesize well-defined BCPs. Due to the mild condition, CRP has seen increasing interest from industry and academia in recent years as it gives similar control of polymerization to that in more drastic systems such as LAP.

Therefore, they were extensively applied to generate well-defined architectures, such as polymers with well-known DP n , MW distributions, end functionalities, chain architectures and compositions. Among the CRP techniques, RAFT polymerization appeared to be the most versatile processes in terms of the reaction conditions, the variety of monomers for which polymerization can be controlled, tolerance to functionalities, and the range of polymeric architectures that can be produced [20] . Therefore, since the first publication in 1998 [21] , multi group efforts have been made and hundreds of monomers were well mediated by different kinds of CTAs. Quite recently, Mya et al [22] have studied the RAFT polymerization of MAiBuPOSS mediated by dodecyl (dimethylacetic acid) trithiocarbonate (DDTA). However, this system seems to be poor controlled, resulting polymer with high PDI and irregular morphology.

In this chapter, we presented the RAFT Polymerization of POSS macromers mediated by CDB. The steric hindrance of bulky side group on chain transfer was investigated by comparing two macromers with different vertex group in terms of DP n limitation. Chain extension of POSS homo-polymer macro CTA by three typical conventional monomers, MMA, BuA, St and their mixture were studied. Well defined BCPs with low PDI and various topologies were obtained. The morphology and properties of those polymers were investigated as well.

Experimental

Materials

Bromide benzene, carbon disulfide, Mg, I 2 , CPAD, α-methyl styrene, dicyclohexyl carbodiimide (DCC), 4-di(methylamino) pyridine (DMAP), trimethylol propane (TMP), AIBN was purchased from Aldrich and used as received. MAiBuPOSS, MACyPOSS and MAPhPOSS were purchased from Hybrid Plastics and used as received. MMA, BuA and St were purified by passing through a column of basic aluminium oxide to remove inhibitors.

Toluene was purchased from Aldrich and used as received.

Synthesis

Synthesis of CTAs

CDB was synthesized according to the procedure described in literature [20] as shown in Then the mixture was allowed at room temperature for 18h. After evaporated the THF, EtOAc was added in to wash the precipitate and the filter, the filtrate was concentrated. After pass a column eluted by c-hexane: ethyl acetate =7:3 (v/v), red fractions were collected and concentrated for SEC and NMR analysis to confirm their structures. 

Homopolymerization of POSS macromers

The formulation was shown in Fig2.3. In a typical experiment, MACyPOSS (1.351g, 1.2mmol), CDB (10.9mg, 0.04mmol) and AIBN (2.2mg, 0.0133mmol) were dissolved in 1.8 mL of toluene and placed in a schlenk tube which were thoroughly deoxygenated by five consecutive freeze-pump-thaw cycles. The tubes were subsequently placed in an oil bath thermostated at 65°C. Aliquots were drawn at regular intervals from the reaction mixture, plunged into iced water and analyzed by 1 H NMR and SEC. The reaction was stopped by plunging the tubes into liquid nitrogen.

PMACyPOSS polymers were subsequently precipitated twice into acetone/ethyl acetate 8/2 (v/v) mixture in order to eliminate residual monomer. Pure PMAiBuPOSS was obtained from repeated precipitations from ethyl acetate/methanol 1/6~8 (v/v) mixtures. PMAPhPOSS was synthesized in THF, and precipitated twice from acetone: ethanol=1:1(v/v) (1% of residual POSS monomer after purification).

Si Si Si Si O Si Si Si Si O O O O O O O O O O O R R R R R R R O O R=Cy, iBu or Ph AIBN Si Si Si Si O Si Si Si Si O O O O O O O O O O O CH 2 R R R R R R R H 2 C CH 2 O S O CH 3 n S CDB Fig 2.3 RAFT polymerization of POSS monomer

Preparation of hybrid BCPs

The formulation was shown in Fig2. 4. In a typical experiment, MMA(1.2mL,11.33mmol), St(0.15mL, 1.27mmol), P2(0.4g, 2×10 -5 mol) and AIBN(1×10 -6 mol) were dissolved in 0.5mL toluene in Schlenk tube, which were thoroughly deoxygenated by five consecutive freeze-pump-thaw cycles. The tubes were subsequently placed in an oil bath thermo-stated at 65°C. Aliquots were drawn at regular intervals from the reaction mixture, plunged into iced water and analyzed by 1 H NMR and SEC. The reaction was stopped by plunging the tubes into liquid nitrogen. The resulting BCPs were obtained as pink powders after twice precipitation from methanol. For BCPs containing pure PMMA block, selective solvent, for instance, cyclohexane was used to extract the residual of POSS homo-polymer macro CTA. 4 Chain extension of POSS homo-polymer macro-CTA

Si Si Si Si O Si Si Si Si O O O O O O O O O O O CH 2 R R R R R R R H 2 C CH 2 O S O CH 3 n S MMA (St) Si Si Si Si O Si Si Si Si O O O O O O O O O O O CH 2 R R R R R R R H 2 C CH 2 O O CH 3 n O O x y m AIBN Fig 2.

Characterization methods

1 H and 13 C NMR spectra were recorded on a Bruker AVANCE250 (250 MHz) or AVANCE400 (400 MHz) spectrometer using CDCl 3 as solvent if not specially mentioned.

Fourier Transformed Infrared Spectroscopy (FTIR): FTIR measurements were conducted on an AVATAR 360 FTIR (Nicolet Instrument) at room temperature (25 •C). The sample was prepared by casting diluted solution on KBr. In all cases, 32 scans at a resolution of 4cm -1

were used to record the spectra.

Size Exclusion Chorography (SEC) analysis were performed in THF at 25°C (flow rate: 1 mL . min -1 ) on a Shimadzu DGU-20A apparatus equipped with a Shimadzu RID-10A refractive-index detector and a Viscotek 270 viscosimetry/RALS dual detection, and fitted with (A) three Waters HR5E or (B) a series of HR0.5, HR2 and HR3 columns (for high and small MW respectively).

Wide Angle X-ray Scattering (WAXS): WAXS was performed on Rigaku D/max-2500 using Kα radiation of Cu target (0.154nm) under 40kV×100mA.

Differential Scanning Calorimetric (DSC) analysis was carried out on a DSC Q20, the heating rate was 10°C/min from 0°C to 250°C, and the second heating cycle was used for glass transition analysis.

Thermo-Gravimetric Analysis (TGA) was carried out on a TGA Q500. All of the thermal analyses were conducted in nitrogen atmosphere from ambient temperature to 600℃ at the heating rate of 20℃/min -1 . The thermal degradation temperature was taken as the highest weight loss rate temperature.

Dynamic Mechanical Thermal Analysis (DMTA) was carried out on a Dynamic Mechanical Thermal Analyzer (DMTA) (MKⅣ, Rheometric Scientific Inc. USA) using single cantilever model with the temperature range from 30℃ to 200℃, the frequency used is 1.0 Hz at the heating rate 3.0℃/min.

Transmission Electron Microscopy (TEM) was performed on a Philips 120 high-resolution transmission electron microscope at the accelerating voltage of 120 kV and JEM2100 200kV. Samples were trimmed using an ultra-microtome, and the slice (60~70 nm in thickness) were placed in 200 mesh copper grids for observation.

Result and discussion

Characterization of POSS monomers and their homopolymer

The 1 H NMR spectrum of MACyPOSS and all the signal assignment was shown in The assignment of these peaks to the crystal planes and interplanar crystal spacing were shown in Table2-1 [23] . 

Synthesis and characterization of CDB

The FTIR spectrum of CDB was shown in Fig2.12. One can clearly resolve the signal of Ph (3030 cm -1 ), methyl (2970, 2870, 1382, 1362 cm -1 ) and dithioester group (1218, 1042 and 867 cm -1 ). The purity of CDB was estimated by 1 H NMR. As shown in Fig2.13, the signal of aromatic protons was well resolved, no detectable impurity was observed in 1 H NMR. and R3 were named to be T1 and B1 respectively, whereas R1 was supposed to be acrylurea. The main mechanism of RAFT polymerization was shown in Fig2.18 [24] , the transfer of the CTA between growing radical chains present at a very low concentration and dormant polymeric chains present at a higher concentration, will regulate the growth of the MW and limit the termination reactions. The rapid exchange between active and dormant chains ensured equal probability for all chains to propagate, therefore leading to narrow MW distribution. The prediction of MW depended on C tr of CTA in pre-equilibrium process, whereas the MW distribution relied on the C tr of living polymer in main-equilibrium process.

Both two parameters are crucial for systems owning living/control characteristic.

The CRP of POSS has been previously reported to be highly challenging owing to steric hindrance issues. Aiming at generating tailor-made hybrid BCPs with high inorganic content, the homopolymerization behaviour of POSS methacrylates possessing either iBu or Cy substituents on the Si/O cage vertices (MACyPOSS and MAiBuPOSS) was initially investigated in detail in the presence of CDB to determine conditions of polymerization affording macromolecules with optimal MW distribution and well-defined structure. Usually, the kinetic study was used to check the living/control characteristic and to determine the polymerization condition. For an ideal LCP, the rate coefficient should keep at a constant and semilogarithmic should be linear, because the chain propagation is a first order reaction evolved with the concentration of monomer. However, in most case, "living/control" always decorated with quotation mark, which it only owns a "pseudo" living/control system i.e. CRP was defined under the assumption that the bi-radical termination rate was low enough to be "ignored". In RAFT polymerization, normal initiator i.e. AIBN was used as free radical resource to construct the pre-equilibrium and supply the free radical consumed by termination. Theoretical M n for POSS homopolymer and BCP was calculated by the equation as follows: In the conversion range for which a linear relationship between -ln(1-conv) vs time was observed, the chains grew with monomer conversion and polydispersity indices remained below 1.2 (see Fig2. 21). At this point it should be noted that owing to very different solution behaviors of PS and Cy/iBu POSS functionalized polymethacrylates in THF, molar masses and PDI evaluated by SEC with PS standards are underestimated [25] . Therefore, absolute molar masses (M w ) were also determined by static light scattering. As previously described by Han et al [26] for MMA polymerization mediated with relatively high amounts of CDB, measured molar masses were higher than theoretical values at early stages of the polymerization owing to incomplete consumption of CDB due to the relatively low CTE. In accord with a progressive conversion of the CTA, these values gradually converged in the course of the polymerization (See Fig2.21). 
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Limit of DP n in RAFT polymerization

Depicts the kinetics of polymerization at relatively low feed ratio of bulky monomers to CTA (30), whereas a very satisfactory linear fit was obtained in the early period of the polymerization for both MACyPOSS and MAiBuPOSS at [M]/[CTA]=30, on the contrary to MAiBuPOSS, a deviation to linearity reflecting a loss of control was observed for MACyPOSS at relatively moderate conversion (around 60%). Such discrepancy illustrated the considerable influence of the substituent attached to the POSS cages on the control of the polymerization and suggests in particular that the steric congestion generated by the bulky Cy groups significantly affected the efficiency of the addition-fragmentation process. Consistent with this explanation, the MW distribution of PMACyPOSS chains generated at [M]/[CDB]=30 tended to broaden asymmetrically at moderate conversion (60%, DP n 18) whereas a narrow monomodal molar mass distribution was observed throughout the polymerization of MAiBuPOSS chains under similar [M]/[CDB] conditions (See Figure 2a and 2c). Increasing [M]/[CDB] ratio to 60 also revealed a significant enlargement of PMAiBuPOSS peaks at about 50% conversion suggestive of a loss of control for MAiBuPOSS polymerization for degrees of polymerization close to 30 (Figure 2d). This limitation of DP n was consistent with that as reported in ATRP in a previous publication but had a higher value.

The probable mechanism for the limitation was due to the bulk side group which hindered the accesses of chain free radical to the end group of living polymer chain, thus the chain free radical reached a certain DP n becomes more difficult to be captured by the dithioester than the shorter ones. This chain length dependent chain transfer behavior is due to the huge cubes tightly tied on a main chain which makes it's difficult to be accommodated via adjusting the chain conformation. Therefore, POSS cages in the terminal were expelled by that pendent in main chain, which embedded the free radical in a certain extent. However, the chain propagation was not so affected as chain transfer since the hindrance for the access of monomer was weaker. The incapability in free radical capture also increases the concentration of free radical, in which more dead chains generated.

The details of POSS homopolymer synthesized in this chapter were shown in Table2-2. However, the linearity of kinetic curves didn't mean all; further investigation in chain extension behavior should be carried out to tell the living characteristic. SEC spectra of different monomer conversion during the chain extension by MMA shown in Fig2.27 showed that the macro CTA was slowly consumed during the polymerization, and much homo-polymer resided even at 38.2% conversion when the polymerization halted. As disclosed in Figure 3a, in contrast to previous reports on polymethacrylates chain extension with MMA [24,27] , chain extension of well-defined PMACyPOSS (P1, M w =17000 g.mol -1 , PDI=1.12, 37% of conversion) afforded BCP material (E1, M w =42000 g.mol -1 , PDI=1.49,

38% of conversion) together with non negligible amounts of PMACyPOSS homopolymer.

The chain extension behavior for BuA were very similar with that of MMA as shown in Fig2.28 even the macro CTA was consumed much faster due to higher CTE. However, this behavior could be attributed to both incomplete converse of macro CTA due to the low efficiency and dead chains generated in POSS homopolymerization. To clearly assign the presence of this low molar mass shoulder to steric hindrance driven decrease of the C tr or to abundant termination events during the polymerization of MACyPOSS, chain extension was further conducted with styrene, a monomer that should promote the efficiency of the macro RAFT agent (Fig2.29) [28] . BCPs exhibiting monomodal distribution, narrow molar mass distribution and experimental molar mass concurring with predicted values were then obtained (E2, M w =36000 g.mol -1 , PDI=1.17, 26% of conversion).

In contrast with PMACyPOSS-b-PMMA, no low molar mass shoulder could be detected suggesting that most of the chains are indeed functionalized with dithiobenzoate groups and that the PMACyPOSS RAFT agents are quantitatively involved in the chain extension process thanks to more favorable C tr . Therefore, the residual of first block can be approximately attributed to incomplete converse of macro CTA only. The macro CTA was consumed with the converse of the monomer, which is the typical characteristic for RAFT polymerization mediated by CTA with low C tr . This behavior may be attributed to steric hindrance which sharply decreased the C tr due to the bulky side group in PMACyPOSS-SC(S)Ph. C tr became relatively low to well mediate polymerization of MMA, but still high enough for styrene.

Similar behavior was observer in the case of RAFT polymerization of methacrylate with other bulky side groups [29] . An alternative route to POSS containing BCP is chain extension of normal coil chain macro CTA. However, due to the requirement of R group for effective chain transfer [27] , only polymethacrylates macro CTA are appropriate to mediating the polymerization of methacryl POSS monomers. However, due to the high MW and low polarity of POSS monomer, high monomer concentration to achieve acceptable polymerization rate will reduce the polarity thus the macro CTA no longer soluble therein, i.e. MACyPOS solution in a moderate concentration (e.g. 0.3mol/L) was poor to dissolve PMMA-S-C(S)-Ph (M n =12000, PDI=1. 23) for chain extension when attempting to prepare BCP via chain extension of PMMA by MACyPOSS. In contrast, chain extension of PMACyPOSS by MMA was applicable due to the solubility of MMA for macro CTA.

CTE in chain extension

Considered that the consecutive nano-structured epoxy hybrid, DGEBA soluble block i.e.

PMMA was required. Due to the incomplete converse of macro CTA, it's difficult to precisely predict the MW and composition by conversion, as well as to tune the chain length of second block. Even the residual of POSS polymer macro CTA was proved to be easily removed, in the case of synthesis of POSS containing BCPs with high POSS fraction or complicate topology (like ABA tri-blocks (AB) 3 tri-arm stars and comb like polymer brushes), this low CTE becomes the crucial factor. Therefore, the CTE must be improved. It was reported that the control of in a tri-thiocarbonate mediated MMA system was obviously improved in the introduce of small amount of St, which wasn't remarkably effect solubility parameter of the second block [30] . That gives us the inspiration to use a mixed monomer of MMA and Styrene in chain extension of POSS homo-polymers.

In an attempt to simultaneously achieve a more efficient chain extension with MMA and preserve the solubility character of PMMA block, a small percentage of St was thus incorporated as a co-monomer (up to 10% mol). The kinetics for chain extension were shown in Fig2.31 indicated that the rate of polymerization of mixed monomer were slow down in contrast to that of MMA. St conversed much faster than MMA (almost 2 folds) during the polymerization. In the pre-equilibrium step, both St and MMA was equal to be initiated by primary free radicals to form short chain free radicals which would be captured by CTA to release PMACyPOSS free radical for chain extension. However, due to the high CTE, St ended free radicals prefer chain transfer whereas MMA ended free radicals prefer to further propagation. Therefore, the CTE was dominated by St, which was much higher than that of MMA.

The copolymerization resulted in a clear shift of the SEC peaks towards higher MW corroborating the growth of a second P(MMA-co-St) block as shown in Fig2.32 and Fig2.33.

In analogy with the chain extension with St, the trace corresponding to PMACyPOSS homopolymers fainted in the course of the polymerization owing to higher C tr app to PMACyPOSS macro CTA in the copolymerization system. The excellent agreement with theoretical values (see Table 2 E3, M n,th =42600 g.mol -1 , M w =43100 g.mol -1 , PDI=1.24, 34% of conversion) as well as the decrease of PDI with conversion further pointed toward the synthesis of well-defined hybrid PMACyPOSS-b-P(MMA-co-St) copolymers possessing high POSS weight ratio. The experimental details of chain extension were shown in Table2-3, in which BCP contains pure PMMA block was purified by extracting the residual POSS block in selective solvent i.e. cyclohexane. Data in bracket corresponds to the purified sample, while others correspond to sample as prepared.

Synthesis of POSS based copolymer with different topology

Efforts have also been made to synthesize POSS based BCP complex topological structure. BAB tri-block and (BA) 3 tri-arm were synthesized using multi-functionalized CTA (%)

M n,th (10 3 ) for PMMA and 3zH for PSt), 2.2~4.2ppm ((2xH for PMAiBuPOSS and 3yH for PMMA) [31] and 6.6~7.2ppm (5zH for PS). The characterization data of relative polymer was shown in Table2-7. 
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Morphology

The morphology of BCPs was analyzed by TEM of cast film prepared by casting 3mg/mL BCP/toluene solution on the grid then slowly evaporated the solvent.

Well-defined lamellar morphology but with poor long distance order structure and irregular arrangement was observed for PMACyPOSS after thermal annealing, ng the presence of crystalline structure in the polymer. WAXS patterns show that in the BCPs no matter with similar or even higher POSS content only show a broaden peak, which corresponding to poor crystallinity, which was different from that of MAiBuPOSS in previous report [11] . It was clear that ability to crystallization of PMACyPOSS was inhibited after polymerization due to the bulky side group and strong interaction. The POSS in statistic copolymer could form nanocrystal with the motion of PMMA chain above T g . It has been previously reported that MAiBuPOSS, MACyPOSS monomers and their copolymers display very disparate thermal behavior. MAiBuPOSS exhibiting weak interaction between molecules due to the flexible vertex groups, have a melt point at 109 o C. PMAiBuPOSS homopolymer proves to be slightly crystallization under certain treatment and exhibits a T g around 40~50°C [32] . For most case of random copolymers,the introduction of MAiBuPOSS unit negatively affected the T g , due to the bulky side group and weak interaction which provides extra free volume to the PMMA system [33] . Conversely, no transition or melting has been detected yet for MACyPOSS monomer and homopolymers before decomposition due to the strong interaction of well packed vertex group in crystals. For MACyPOSS containing random copolymer, the increase of glass transitions was observed extensively. This vertex group effect on thermal transition was extensively investigated in previous works [9,32,[34][35][36][37][38][39] . However, the morphology effect from random and BCPs owning POSS with different vertex group was rarely studied.

Thermal properties of the hybrid BCPs were given in Fig2.40 and Table2-7.

Herein, DSC thermograms of the copolymers did not reveal transitions directly assignable to POSS containing blocks (data not showed). However, the presence of PMACyPOSS or PMAiBuPOSS blocks was emphasized by the increase of the T g corresponding to the PMMA phase from 112°C to 128°C and 125°C respectively. As a comparison, a similar enhancement (125°C) was observed for a random P(MACyPOSS 20 -co-MMA 388 ) copolymer with equivalent POSS content. However, in contrast with the random incorporating of MAiBuPOSS, the introduction of PMAiBuPOSS block increases the T g of PMMA to 125℃ as well which was sustained in a present publication [22] . On the other hand, the incorporation of St unit in thermal treat for BCP, whereas a small endo-thermal peak with ΔH=2.26 J/g was observed after thermal treat for statistic copolymer. Similar result was observed by Amichi et al [40] . copolymers and the absence of flow which could be associated to the assembly of PMACyPOSS block in cohesive nano-domains as previously reported for random and BCPs [11,41,42] , which played a role as crosslink phase. This high temperature resistant material, which was strong enough to hold its shape even at 200℃, might have potential application as high performance materials. For comparison, the behaviour of P(MACyPOSS 20 -co-MMA 388 ) random copolymer was also studied by DMTA. The copolymer showed one broad damping peak with a maximum at 125°C corresponding to the glass transition. Interestingly, the presence of physical inter-chain interactions promoted by the POSS units prevented from a complete flow of the polymer after T g . These interactions were finally disrupted at 170°C leading to polymer flow. These results clearly illustrated how the presence of highly cohesive inorganic domains impacts the modulus above the transition of the organic phase.

Thermal stability and flame retardancy

TGA analysis was also carried out to investigate the thermal stability. As shown in Fig2.43, both MACyPOSS and its homopolymer showed similar decomposition stage when heated in N 2 atmosphere. However, the homopolymer showed a 25 o C decrease of T d when compared to the monomer. This observation confirmed that the morphology played a very important role in thermal stability. The monomer proved to be full crystallized by WAXS, whereas the homo-polymer was amorphous due to the poor chain motion caused by the crowd bulky side POSS group. The strong interaction between POSS cages in crystals would prevent the inner POSS from decomposition and "evaporation". For the homo-polymer, once the main chain was unzipped, the POSS cage would be easily decomposition and evaporated, resulting low T d and residual char. Much higher T d as well as different degradation behavior was observed for MACyPOSS-MMA copolymer with POSS loading up to 90wt% in literature [32] , which probably due to the high MW and good crystallinity.

The TGA of polymers was shown in Fig2.44. The fist loss step was attributed to the residual of solvent and decomposition of end group. TGA analysis showed only a slightly increase (375℃) on the decomposition temperature (T d , defined when 50% mass loss) when compare to the PMMA (364℃) but much lower than PMACyPOSS (429℃). The TGA curve of PMACyPOSS was very closed to that of Cy 8 Si 8 O 12 [43] ,

showed a higher T d than that in the other work [31] , this discrepancy might attribute to the short but regular chain length of POSS homo-polymer in this work. The char residual of both homo-polymer and copolymers were much lower than the Si content (in terms of SiO 2 ) as well. As a kind of I/O nano-object, POSS cage was expected to have promising future in synergetic flam-retardant [3,44,45] . POSS has been proved to enhance the thermo-oxidation resistance, attributed to the formation of the inert silica-like layer on the surface, which can prevent the further oxidation of the inner part of the matrix [45] .

To further investigate the flame retardancy, TGA in air was carried out as well. All By comparing the effect of POSS type and their aggregation state on the thermo-mechanical properties, the structure-property relationship was investigated. It was found that the properties of BCPs was completely different from statistic copolymer, for instance: the introduction of MAiBuPOSS would decrease the T g of its statistic copolymer with MMA,while the PMAiBuPOSS block will increase the T g of PMMA due to the motion hindering. For MACyPOSS,even the same trend on T g was observed for statistic and BCP, the rubbery plateau was much more broaden for BCP due to the tough POSS domain. The presence of physical inter-chain interactions promoted by the POSS units in statistic copolymer prevented from a complete flow of the polymer after T g but finally disrupted at 170 °C leading to polymer flow. The vertex group of POSS was found to obviously affect the properties of their copolymer, for instance, the PMAiBuPOSS block has a transition at 70 o C due to the weak interaction, decreasing the module in half decade, whereas the strong interaction between PMACyPOSS block made it cross linking phase, reinforcing the matrix.

The thermal degradation behavior of POSS based polymers analyzed by TGA indicated that both char formation and evaporation of POSS occurred in N 2 . However, mainly silica formed in air, which was confirmed to be meso-porous structure after pyrolysis by TEM analysis.

Chapter3 In-Situ Self-assembly of POSS Based BCPs via RAFT Dispersion Polymerization

Introduction

O/I hybrid nano-materials have attracted a great deal of attention in the last decades due to their remarkable performances from the synergistic combination of organic polymers and inorganic materials properties [1][2][3] . A traditional approach to hybrid self-assemblies was based on self assembly of BCPs containing alkoxysilanes followed by cross-link via conventional sol-gel process involving hydrolysis and condensation reactions [4][5][6] . Recently, another promising route to O/I hybrid materials involves tailor-made inorganic clusters such as POSS, 1-3 nm (SiO 1.5 ) n structures that can be considered as the tiniest silica nano-objects [7][8][9] .

Reactive or non-reactive organic substituent could be easily attached to the Si/O cage vertices to facilitate the incorporation of POSS units into polymer matrices and impart novel properties to common classes of macromolecular materials. So far, efforts to achieve well defined structured POSS based polymers including end tethering polymers [10][11][12][13][14][15][16][17][18][19][20][21][22][23] , star polymers [24,25] , brushes [26] and BCPs [25,[27][28][29][30][31][32] as well as their self-assemblies in solution [11,15,[33][34][35][36][37] have been made.

The self-assembly of amphiphilic BCPs in selective solvents provides a defined route to a variety of supramolecular assemblies, including spherical micelles, worm-like micelles, vesicles, multi-compartment micelles, toroids, and helices [38][39][40][41][42][43][44][45][46] . Various factors such as BCP structure, selectivity of solvent and the way of sample preparation etc. are crucial to the discovery of such self-assembled nanostructures. Among these structures, vesicle was of special interest due to its extensive potential applications in catalysis, biology, medical, nano-reactors, and food industries [47][48][49][50] .

We have investigated the self-assembly behavior of POSS based BCP in selective solvent, for instance in acetone and cyclohexane respectively. TEM images of micelles of PMACyPOSS 18.6 -b-P(MMA 175 -co-St 33 ) formed in those selective solvent and the DLS results inserts were shown in Fig3.1. Narrow dispersed regular spherical micelles were formed in cyclohexane, with Rh=13.5nm and relative deviation=0.095 by DLS; whereas coexistence of spherical and rod-like micelles were observed in acetone, with Rh=18.3nm and relative deviation=0.203 by DLS. By comparing the results from TEM and DLS, it was easily found that the size of micelles in cyclohexane obtained from TEM and DLS showed good agreement whereas that in acetone showed great deviation. Considered that the DLS result related to dynamic volume, while TEM result correspond to electron density, we supposed that different core-shell structure were formed in these two solvent. The tremendous difference in DLS indicated that the effect of solvent change on hydrodynamic volume of coil chain was different from that of rod chain. Considering that the rod PMACyPOSS chain might bring difference in assembly behavior from normal coil chain BCP, herein, efforts have been made to synthesize POSS based self-assemblies. However, the route that preparing self-assemblies of BCPs in selective solvent was limited by the difficulties of mass production due to the low concentration of nanomaterials formed and its time consuming. A more convenient strategy was desired to solve this problem. CRP of vinyl monomers in a selective solvent of the macro CTA were investigated, but only spherical micelles were formed [51][52][53][54][55][56][57] . Recently, micelles with various morphologies were successfully synthesized via one pot method, which named polymerization induced self-assembly and re-organization (PISR) [58][59][60][61][62][63] .

Firstly, we attempted to mediate MMA polymerization with PMACyPOSS 11 macro CTA in cyclohexane. As shown in Fig3.2, regular and uniform spheres and vesicles could be obtained by simply adjust the initial dosage. No uniform nano-fiber but only nano-rod was observed. SEC results showed that small amount of macro CTA resided even the PMMA chain reached 1600 DP n , indicating that a low efficiency system can not achieve good morphology controllability of self-assemblies. 

Experimental

Materials

AIBN (Aldrich, 99%) was used as received. CDB was synthesized according to the procedure described in literature [64] and re-crystallized from hexane after two columns, Octane (CP grade) was obtained from sinoreagent and used as received.

Synthesis

Synthesis of PMAiBuPOSS macro CTA

In a typical experiment, MAiBuPOSS ( 

RAFT dispersion polymerization of St mediated with PMAiBuPOSS macro CTA

A typical procedure was described as follows. PMAiBuPOSS (62mg, 0.005 mmol) was dissolved in St (1mL, 8.5mmol), and octane (2mL). The solution was added to a 15 mL schlenk tube with a magnetic bar, and then the system was degassed by four freeze-pump-thaw cycles and filled with argon. The tube was sealed and placed in oil bath thermo-stated at 120 o C under stirring. After polymerization was carried out for preset time, the reaction mixture was slowly cooled to room temperature (~1 o C/min) under fast stirring.

Then the polymer mixture was taken out for conversion and MW analysis. The as-formed nanostructure was frozen by octane, and the nanomaterials were purified via repeat centrifugation and re-dispersion in octane to remove un-reacted styrene. The recipe of experiment was shown in Table3-1. Table3 

Characterization methods

Result and discussion

Preparation of PMAiBuPOSS macro CTA

As molecular silica, POSS was one of the most studied hybrid nano-building blocks. In a previous work [65] , we have presented the RAFT polymerization of POSS monomers mediated by CDB. The structure was analyzed by 1 H NMR as shown in Fig3.3. DP n was calculated by the integration ratio of protons in ester methylene group (3.85ppm, 2H, m) and ortho-aromatic protons in the functional end group (7.85ppm, 2H, d).

The DP n, NMR of PMAiBuPOSS is 13 (corresponding to M n =12300), which was much higher than that from SEC (M n,SEC =6200, PDI=1.05) due to the hydrodynamic difference between PS standards and PMAiBuPOSS. This point of view has been confirmed by result from SEC and light scattering as well-presented in the previous work [32,65] . The DP n, NMR was much higher than the theoretical value as well due to the relatively low CTE of CDB in mediating polymerization of methacrylates, especially in condition of low [monomer]/

[CTA] [66] . Another probable reason was, the purification some kind liked fractionation, especially for low MW homo-polymer. For PMAiBuPOSS 19 , the discrepancy between DP n,NMR and theoretical value (calculated from conversion) (19 and 18) was much smaller, indicating higher CTE (~95%). The functionality for both PMAiBuPOSS macro CTAs was confirmed to be nearly 100% by followed chain extension of styrene from the lack of residual of PMAiBuPOSS homopolymer.

Preparation of hybrid self-assemblies

In the preparation of nanomaterials from self-assembly of amphiphilic BCPs, the control of polymer structures at the molecular level, the nature of solvent and the way for preparation are crucial in morphology control. Octane (δ= 15.5 MPa 0.5 ) was used as solvent which is good solvent for PMAiBuPOSS (δ Octa iBu-POSS =17.45 MPa 0.5 ) [67,68] , but a non-solvent for PS (δ=17.8-18.7) at room temperature. Moreover, its boiling point is 125.7 o C, which is high enough for thermal polymerization of St under normal pressures. Firstly, PMAiBuPOSS 13 was used as macro CTA, and the initial molar feed ratio was St/CTA=1700, St/octane=1:2(v/v).

The system kept transparent during the polymerization for 15h. The mixture was cooled in liquid nitrogen and allowed the oxygen in to quench the polymerization and then rapidly heated to 120 o C. By slowly cooling the solution to temperature under rapid stirring, the mixture became translucent. The appearance change strongly suggested the formation of self-assemblies. Recently, it has been reported that the micelle formation and transition occurred with the increase of chain length of insoluble block during the polymerization in selective solvent [52] .

As the micelle formed at quite beginning, the polymerization was compressed dramatically. In this work, the polymerization kinetics during the whole period was investigated. The solution kept transparent before 25h and became slightly cloudy at 40h due to the moderate solubility of solvent mixture at high temperature. As shown in Fig3.4, the polymerization rate kept a high value during the whole polymerization period. The good polymerization rate might be attributed to both high initiation rate and better homogeneity of the system as the final nano-materials were obtained by cooling procedure rather than in-situ formation. After cooling to room temperature, clear evolution of appearance with the increase of polymerization time was observed. The appearance of product changed from transparent, opalescent, translucent, then to milk-like emulsion with the increase of conversion (Fig3.7).

To confirm the morphologies corresponded to different appearance, DLS, TEM and SEM analysis were performed. As shown in Fig3.8, DLS results showed that spherical micelles with Rh=19.2nm were formed at 3h, then the Rh for nano-aggregates increased with the increase of conversion. As shown in Fig3.9, TEM images showed the morphology transition from spheres (Fig3.9a) to branched rods (Fig3.9b), fibers (Fig3.9c), vesicles (Fig3.9d) and deformed vesicles (Fig3.9e). The SEM results corresponding Fig3.9 were shown in Fig3.10. To further investigate the effect of PS block chain length on the morphology, initial molar feed ratio St/CTA=2550 and 3400 with the same solvent composition were used respectively.

During cooling procedure, the appearance switched from opalescent to milk-like dispersion.

Both TEM and SEM results showed well formed but collapsed vesicles (Fig3.14a and d). By increasing the feed ratio to 3400, the mixture became slightly cloudy at 120 o C after 15h, large compound vesicles (Fig3.9f and Fig3.10f) were formed and the dispersion tended to precipitation at room temperature. The porous microspheres were confirmed to be perforated vesicles composed of a highly folded bilayer membrane continuous in 3 dimensions, but the holes on vesicle surface which are interconnected inside, and there are isolated spaces inside as well [69] . The successively evolution of microstructure of micelles via increasing the chain length of insoluble block was attributed to the increase of critical packing parameter [v/ (a 0 l c )]

as described in other surfactant system [70] .

Efforts to synthesize nanomaterials using higher MW macro CTA, for instance, PMAiBuPOSS 19 , have been made as well. When kept the monomer to octane ratio =1/2 (v/v) and [M]/[CTA] =2550 (E4), Only spherical micelles were observed under similar conversion after cooling procedure, which was in accordance with that in PS-b-PAA/ dioxane/water system reported previously. System became out of control when high conversion reached in order to obtained vesicles, causing styrene polymerized outside of micelles which brought about the precipitation. After cooling to room temperature, large aggregates of spheres and hollow particles were obtained (data not shown), which was agreed with that in AIBN initiated system when high amount of initiator was used [71] .

Thus, to make sure the system was better controlled under the preset conversion, the monomer to octane ratio was tuned from 1/2 to 1/1.5 (v/v). However, cylindrical micelles can't be observed any more during polymerization or cooling procedure. The polymerization time evolution of morphologies was shown in Fig3.11. Core-shell spheres were formed soon when cooled to room temperature at relatively low conversion after 6h (data not shown). As the conversion increased with polymerization time, spheres grew to larger irregular particles through aggregation and holes were observed in them (Fig3.11a). The hollow particles (or semi-vesicles) grew to vesicles by adsorbing other spheres or aggregates and chain rearrangement (Fig3.11b). Interestingly, even after 40h, few spheres still existed with vesicles and the mean size of vesicles was even smaller than that of 24h (Fig3.11c). The decrease of size might caused by fusion and diffusion process between vesicles, which also can elucidate the narrower size distribution. By increasing the St/CTA feed ratio to 3800, even spheres and vesicles coexisted at 29% conversion after 15h (Fig3.11d), well formed vesicles were obtained at 35% conversion after 25h (Fig3.11e). The vesicles obtained from macro CTA with higher DP n were obviously much tougher than that from lower one and no collapsed vesicle was observed. All the SEM images corresponding to Fig3.11 as shown in Fig3.12 further confirmed the morphologies. The nature of solvent was one of the most crucial factors in morphology control which was usually continuously tuned by the addition of selective solvent. In some circumstance, variation of temperature was used to tune the interaction parameter between polymer and solvent effectively and continuously thus to change the morphologies of BCPs. Ylitalo et al firstly observed the effect of temperature on micelle formation in the PEP-PS/(octane + styrene) system and attributed it to the decrease of interaction parameter of solvent and PS block, i.e. an increase in the solvent quality with increasing temperature [72] . Thermal induced morphology transition was firstly observed in PS-b-PAA dissolved in single low alkanols (methanol to n-butanol) solvent under elevated pressures [73] . Recently, temperature effect on morphologies was extensively studied in BCPs containing thermal sensitive block [74][75][76][77] .

As the vesicles were spontaneously formed from spherical micelles during cooling, the effect of cooling procedure on the morphology was then investigated. It was found that the cooling procedure strongly affected the morphology of E2. When the mixture was slowly cooling (natural cooling in oil bath, ~1o C/min) from 120 o C to room temperature, well formed but irregular and collapsed vesicles were observed (Fig3.14a and c), whereas coexist of cylindrical micelles and vesicles were obtained by rapid cooling in ice bath or acetone/liquid nitrogen bath. However, no frozen spherical micelle was observed no matter how rapid the cooling was due to the faster sphere-cylinder transition in contrast to cylinder-vesicle transition.

To further investigate the effect of kinetic factors on morphology transition, rapid step cooling including an additional annealing time at different temperatures was then applied. However, in all cases, coexist of vesicles and cylindrical micelles were observed. Interestingly, mainly cylindrical micelles with only very few vesicles were observed for the last treatment (Fig3.14c and f).

As the preparation of single well formed morphology was failed in rapid step cooling, we improved the procedure by slowly cool the mixture after hold at 70 o C for 20 minutes. Finally, regular and uniform vesicles with relatively narrower size distribution were obtained (Fig3.14b and e). The cooling procedure dependence of morphology could be well understood by kinetic concern. As the cylinder-vesicle transition was slowly enough (in the time scale of tens minutes depending on a lot of factors such as MW and concentration of BCP as well as solvent characteristic), the intermediate could be obtained by freezing route [78] . Long equilibrium time and proper chain motion were required in the formation of uniform vesicles.

In the case of rapid step cooling at 60 o C, cylindrical micelles were well formed during cooling and annealing, and the PS core was almost frozen to verification state. In this case, fusion of PS core was hardly occurred and the formation of vesicle was suppressed, thus nanofibers were mainly obtained. Compared to slow cooling, the addition annealing time at 70 o C provided an equilibrium time to form the intermediate such as octopus and jelly fish-like structure (will be discussed later). Annealing at higher temperature provided no assistance for vesicle formation, while the system was not dynamically favorable for morphology transition. 

The pathway of spontaneous vesicle formation

It was reported extremely asymmetric amphiphilic BCP can form vesicles in certain condition. Two mechanisms for spontaneous formation of vesicles for BCPs were confirmed both experimentally and theoretically according to previous research [79][80][81][82] . MechanismⅠ, the amphiphilic BCPs aggregate into small spherical micelles rapidly and then grew to cylindrical micelles by collision with spheres in one dimension. The cylinder micelles collision and entangled to jelly fish-like micelles and finally closed up to vesicles [83] . Mechanism Ⅱ, the rapidly formed spherical micelles grew up to large spherical micelles by collision and fusion process in three dimensions. The energetically unfavorable large spherical micelles took the solvents in and transited to hollow spheres. By persistent taking solvent in and collision with other spheres, the hollows spheres increased to vesicles via chain rearrangement.

However, the factors on the choice of pathways to vesicle remain unclear. It was reported that various factors such as the nature of solvent [79] , addition rate of selective solvent [80] , chain length [81] etc. affected the pathways in spontaneous vesicle formation. As vesicles spontaneously formed in both two pathways in this work, the factor on the applied mechanism in each way was discussed. The transition mechanism was usually experimentally studied by trapping intermediate morphologies during the transition process.

Step rapidly cooling at 70 o C for E2 15h mentioned above was used to trap the intermediate morphologies. As shown in Fig5, morphologies trapped such as octopus-like (Fig3.15a), jelly fish-like (Fig3.15b) and unclosed vesicles (Fig3.15c) were observed in the same slice as well as well formed cylindrical micelles and vesicles, which further confirmed that the formation of vesicles was consistent with mechanismⅠ for E1 and E2. Vesicles formed after cylindrical micelles in the time evolution of morphologies of E1 further confirmed this mechanism. Similar trapping route was applied for E6 15h, but only irregular particles, hollow spheres and vesicles were observed. Thus, we hypothesized that the formation of vesicles was consistent with mechanismⅡ for E5 and E6. The difference of adjusted mechanism could be attributed to the balance of kinetic and dynamic factors, for instance, the difference of collision rate of POSS corona and fusion rate of PS core. As the chain length of PS block reached the critical value, spherical micelles formed rapidly, and then tend to collision driven by thermal motion. If the fusion rate was comparable to the collision, energy favorable state will be soon established. When using macro CTA with low MW, relatively shorter chain length of PS is enough for the evolution of morphology dynamically, and easier for fusion by chain motion, one dimension string formed and then transformed to cylindrical micelles (sometimes branched rods), thus there was no obvious kinetic constrain. However, in the case of high MW macro CTA, spheres formed rapidly and the fusion process was lagged behind, thus the particles aggregated in three dimensions to form large particles and took solvent in. Since the large particles were not energy favorable as the temperature decreases, it's not stable any more dynamically and phase separation occurred to form hollow spheres. By persistently taking solvent in and collision with other spheres, the hollows spheres grew to vesicles via chain rearrangement. This pathways selection might attribute to the transition from thermal dynamic to kinetic constrain.

Poorer solvent was thermal-dynamically required for higher morphology (i.e. Vesicular), but better solvent condition was necessary for well controlled chain extension and morphology transition. This paradox between kinetics and dynamics can't be well mediated in dispersion polymerization as the polymerization rate can't be indefinitely slowed down in preparation of diluted solution of BCP. Thus, we believe that a proper chain length of macro CTA and solvent composition were very important in the synthesis of multiple self-assembly morphologies in dispersion polymerization. Even though the chain length effect on spontaneous vesicles formation in concentrate BCP/solution system was theoretically investigated [81] , as far as we know, this is the first time to experimentally confirm this argument. The Illustration of pathway selection to vesicle in this work was shown in Fig3.16. properties have attracted a great deal of attention in the last decades [1][2][3] . A straightforward route to this class of hybrid materials relied on the dispersion of pre-formed nanoscaled inorganic materials, i.e. silica, metal or metal oxides, into polymer matrice [4,5] . However, the scope of this non-covalent blending approach was somewhat limited by the tendency of the purely inorganic materials to aggregate as well as their poor compatibility with the polymer.

Surface organic functionalization of the inorganic materials was thus often mandatory to achieve homogeneous dispersions and significant properties improvements. Another powerful approach to hybrid materials was based on a conventional sol-gel process involving hydrolysis and condensation reactions from metal alkoxides, commonly alkoxysilanes [6] .

Organic/inorganic hybrid systems having weak interactions between mineral and organic domains could be conveniently prepared by directly growing inorganic components in a polymer solution or in polymer precursors, i.e. epoxy/amine mixture, methacrylates etc. to be cured [7,8] . Alternatively, hybrid materials with covalent linkages between organic and inorganic components could be obtained from organically modified metal oxides bearing polymerizable moieties [9][10][11][12][13][14] . This simple, low cost and versatile sol-gel strategy gave birth to a large panel of NC materials but the resulting sol-gel derived hybrid materials were generally polydisperse in size and heterogeneous in chemical composition.

Recently, A third promising route to hybrid materials involved tailor-made inorganic clusters such as polyhedral oligomeric silsesquioxanes (POSS), 1-3 nm (SiO 1.5 ) n structures that can be considered as the tiniest silica nano-objects [15][16][17] . Reactive or non-reactive organic substituents could be easily attached to the Si/O cage vertices to facilitate the incorporation of POSS units into polymer matrices and impart novel properties to common classes of macromolecular materials [18][19][20][21][22][23][24][25][26][27] . Polymer-based hybrid materials could be generated through direct blending of POSS cages within reactive blends [28] or polymers [29] . POSS cages could also be covalently connected to polymer backbones through grafting approaches [30][31][32][33][34][35][36][37][38][39][40][41][42][43][44] or via (co)polymerization of POSS-functionalized monomers [45] , resulting in homopolymers [46][47][48] ,

random copolymers [49][50][51] , star polymers [34,52] , polymer brushes [53] or thermosets [54][55][56][57][58][59][60][61][62][63][64] .

Epoxy resin became one of the most popular commercial resin, and POSS/epoxy hybrid materials were attracted much attention among POSS/polymer hybrid materials [65][66][67] . The incorporation of POSS into the epoxy rein offered the opportunity to enhance the physical properties for advanced electronic, aerospace and automotive applications [68,69] . During the past decades, a lot of researches have been done, among which, using a mono-functionalized POSS as co-precursor was one of the most popular way due to reaction controllability.

However, due to the relatively low reactivity, the aggregation between POSS usually dominated the competition as compared with reaction for reactive POSS. One pot mixing and curing procedure always results micro phase separation in the scale range from 100nm to tens um. To conquer this critical problem, enhanced extent of reaction between POSS and precursors of matrices was required. Pre-reaction between POSS and precursors was an efficient route to enhance the extent of reaction. Maria J. Abad et al [70] have incorporated large mass fractions of monofunctional POSS into an epoxy network following a two-step procedure. In a first step the POSS was completely reacted with a diamine, using a 1:1 molar ratio of both reactants. SEC results of products from reaction between POSS and BSA showed the formation of POSS-diamine mixture possessing 1, 2 and 3 POSS moieties. The resulting POSS diamine precursor exhibited a distribution of species close to the ideal one. In a second step the POSS diamine precursor was reacted with a stoichiometric amount of a diepoxide leading to the final POSS-modified epoxy network. Through this route, high POSS mass fraction up to 51.8 wt % POSS could be incorporated in the polymer network in well dispersion. Liu et al [71] have also prepared Epoxy-POSS hybrid materials exhibiting good homogeneity containing a high mass fraction (up to 50 wt %) of POSS. The use of curing agents made of small molecules effectively avoided macrophase separation and enhanced the thermal properties of the hybrid materials. Similar results were achieved by other groups when POSS with mono amino [58] or anhydride [72] group were introduced into epoxy.

In this chapter, firstly, POSS based statistic copolymer was used to construct nano-hybrid epoxy system. It was found that the introduction of GMA unit in copolymer will improve the miscibility between copolymer and epoxy. However, the effect of POSS on properties was complicated by additional reactive group in copolymer. Therefore, we turned to the nano-construction based on self-assembly which was slightly affected by cure process.

Self-assembly of (quasi)amphiphilc POSS based polymer in epoxy provides an alternative route to nano-structured hybrid epoxy network, if we consider the polymer matrices as selective solvent. Zheng et al have synthesized hepta(3,3,3-trifluoropropyl)POSS capped PCL [73] , PEO [74] and poly(hydroxyether of bisphenol A) [75] , and used them as modifier in epoxy to construct NCs via the in situ polymerization. The formation of nanostructures was addressed on the basis of miscibility and phase behavior of the subcomponents of the organic/inorganic amphiphilie with epoxy after and before curing reaction. AFM showed that there is significant migration of the POSS moiety at the surface of the thermosets. Herein, we reported a novel method to nanostructured epoxy hybrid based on hybrid BCPs possessing high POSS weight ratio synthesized via RAFT polymerization. Thanks to the presence of the miscible block, the BCP was capable to self-organize on a nanometer scale in epoxy precursors solutions, forming inorganic-rich POSS core covered with miscible corona. The present work aims at demonstrating that blending such hybrid BCPs within epoxy precursors and subsequent curing can afford the preparation of transparent hybrid nanostructured epoxy-amine networks. 
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Preparation of epoxy samples

Preparation of DGEBA/MOCA/SCP samples: DGEBA, MOCA and SCP were mixed by solution blending, and then the solvent was evaporated at 80 o C under vacuum. The blend was cured under 150 o C2h+180 o C4h+200 o C2h.

Preparation of POSS BCP/DGEBA/MCDEA samples: The networks were prepared as previously described [66,67] . Blends containing low BCP amounts (5 and 10 parts per hundred epoxy resin-phr) and DGEBA were prepared by mechanical stirring in a glass reactor at 135 °C for 12 h leading to a homogeneous premix. The preparation of networks possessing higher BCP content (20 phr) required the preliminary addition of THF (to achieve moderately viscous solutions) that was totally evaporated under vacuum before curing. The diamine (MCDEA) was then added over 5 min at 135 °C and the mixture was then casted on 50mm×50mm×1.5mm Teflon mould. The mould was finally cured at 135 °C for 12h (for neat), 14h (5 phr BCP), 18h (for 10 phr BCP) and 24h (for 20 phr BCP) and post-reacted for 4h at 190°C. The fracture surfaces were etched in dichloromethane if necessary, and then coated with thin layers of gold of about 100 Å before observation.

Characterization methods

Result and discussion

Morphology study

Nanostructured epoxy with SCPs

Neat PMMA was well-dissolved in DGEBA/MOCA premix and preserved transparent after cure, indicating that no cure induced phase separation occurred. However, when ~6mol% (40wt%) of MAPhPOSS was incorporated into PMMA, samples were no longer transparent after cure, indicating that MAPhPOSS will reduce the miscibility. To solve this problem and obtain nano-dispersed epoxy hybrid, GMA unit was incorporated into polymer chain. The resulted hybrid epoxy became translucent when 15mol% of GMA was introduced in and turned to transparent when GMA rise up to 35mol%. High-resolved SEM of fracture surface of hybrid epoxy after etching was shown in Fig4.4. As comparison, very smooth surface was observed for neat epoxy (Fig4.4a), while phase separation structure was observed for that from SCP1 modified epoxy. As shown in Fig4.4b, c, and d, the size of micro domain of dispersed phase increased from 0.5 to 2um as the content increased from 5wt% to 15 wt%. it was clear that no phase separation structure was observed for epoxy modified with SCP2 and SCP3 as shown in Fig4.4e and f. that could be attributed to the higher reactivity of GMA, so that could react with diamine prior to DGEBA. Therefore, phase separation was inhibited. 

Nanostructured epoxy with BCPs

The entry to a transparent solution of MACyPOSS or its homopolymer was not successful and only cloudy dispersion was obtained even at 135 o C. Therefore, we concluded that neither MACyPOSS nor its homopolymer was soluble in DGEBA due to their low polarity in contrast to DGEBA. As previously mentioned [76,77] , DGEBA was an excellent solvent for PMMA. In the present case, the PMMA block was miscible with the DGEBA and the amine hardener (MCDEA) according to their solubility parameters (δ PMMA =21.52MPa 0.5 ; δ DGEBA =20.9MPa 0.5 ; δ MCDEA =22MPa 0.5 ) [78][79][80] whereas the poly(POSS) blocks are not miscible with the reactive mixture and remain immiscible during curing (i.e. δ OctaiBu-POSS =17.45 MPa0.5) [81][82] . Thus, the epoxy resin could be used as a reactive selective solvent, in which the micelle structure formed would be frozen by the following cure procedure. It was reported that epoxy modified with nano-fillers in well dispersed state would simultaneously increased both the toughness and thermal properties [83] . Different from normal coil BCP, POSS formed rigid inorganic rich aggregates due to the strong interaction, being expected to increase the T g , toughness and modulus simultaneously. Moreover, the epoxy obtained in this work was O/I hybrid, in which the inorganic phase could play a synergetic role in some properties such as flam retardant or be selective etched to result in super porous materials. This controllable, facile nano-construction of O/I hybrid combined uniformity and homogeneity of nanostructured epoxy with BCPs and the hybrid characteristic inorganic NPs reinforced system.

For this purpose, we subsequently investigated the generation of nanostructured hybrid epoxy thermosets from hybrid BCPs. In a preliminary step, transparent solutions were obtained from mechanical blending of the hybrid BCPs with DGEBA at 135°C for 12 hours at concentrations ranging from 5 to 20 phr, suggesting a self-organization of the copolymers at the nanometer scale in the reactive solution. The hybrid copolymers self-assembled into micelles consisting in soluble PMMA blocks forming a swollen corona and non miscible PMACyPOSS or PMAiBuPOSS blocks constituting the core. MCDEA was used as cure agent due to its low reaction rate with epoxy and resulted product good compatibility with PMMA.

Relying on a previous contribution of Pascault and coworkers dealing with SBM triBCPs/epoxy-diamine blends that stressed that PMMA is not phase separating during the network formation in a DGEBA/MCDEA epoxy system, we hypothesized that the resulting self-organization of the hybrid BCPs would be frozen during the curing process.

The optical photographs of epoxy samples were shown in Fig4.5. The transparency of the samples prepared with the BCPs was preserved throughout the polymerization whatever their nature and their concentration (up to 20 phr), which means no macro phase separation occurred during cure procedure. Whereas, curing of epoxy formulations containing statistic hybrid copolymer generated opaque materials, indicating the presence of well-dispersed domains beyond the nanometer range. For further understanding of micro-structure of BCPs dispersed in the epoxy, TEM analysis of slices was carried out. The TEM images of ultra-thin (~70nm) slice of epoxy modified with different amounts of BCP1 shown in Fig4.6 perfectly demonstrated the formation of nanostructured epoxy networks with the hybrid BCPs self-assembled into nano-objects homogeneously dispersed in the epoxy matrix. The objects were composed of undiluted block PMACyPOSS that generate inorganic nanodomains with diameters on the order of 20 nm (dark domains corresponding to the core of the micelles) and PMMA blocks embedded in the epoxy network. Interestingly, incorporating 5 phr of BCP1 (Fig4.6a) afforded POSS nanodomains (dark domains) with a high degree of heterogeneity in terms of shape (spheres and worm like structures) and size (ranging from 15 to 100 nm). Increasing the hybrid copolymer content of BCP1 to 10 phr somewhat favored their organization in the epoxy matrix as illustrated by the exclusive presence of highly regular spherical domains (Fig4.6b). Higher BCP1 content (20 phr) afforded less organized inorganic nanodomains (Fig4.6c). The vicinity between nanostructures was in the same scale with nanostructure, showing a significant characteristic of so-called "interface dominated" materials [84] . The SEM analysis of etched fracture surface was also carried out. As shown in Fig4.8, the self-assembled BCP aggregates could be etched out, leaving holes in 20 nanometer scales.

Fig4.8a shows the etched surface of epoxy modified with 20phr BCP1. Round holes which correspond to the spoor of spherical micelles were observed clearly, but the density of holes distribution was obliviously less than that from TEM image. However, as shown in Fig4.8b, dense distribution of round holes and grooves corresponding to the spoor of silk-worm like micelles were observed for fracture surface of epoxy modified with 10phr BCP2. It's seemed that the micelles for later was easier to be etched out. This might attribute to the weaker interaction of coil chains due to the short chain length which couldn't entangle with the network and the weaker miscibility due to the incorporation of St units. The brittleness was one of the fatal disadvantages of commercial epoxy resin which restrict their widely application in more fields. For several decades, one of the most important purposes in epoxy modification is toughening. There were much indicators to gauge the toughness, most of which was related to damaged mechanical measurements such as fracture energy, extension strength, maximum of elongation, critical stress intensity factor and critical strain energy release rate etc. a mass of samples were needed for these test due to the poor reproducibility as its very sensitive to defect. Herein, we can only qualitatively evaluate the toughness by fracture surface because of limited experimental condition. Since the physical miscibility between matrix and modifiers, samples showed fracture behavior different from either the phase separation system or the chemical bonded system.

Highly resolved SEM showed that each crack itself preserved smooth as the neat sample but the increase of crack density. It seemed that the incorporation of BCPs increased the fracture surface area without decreasing the inter-phase interaction or introducing in defects, thus increased the toughness. Fig4.11 and Table4-3, the modified sample seems slightly different from the neat one. Only that modified with SCP3 showed a slightly increase in T g , probably due to the increase of cross link density brought from GMA, which was confirmed by higher rubbery modulus. The incorporation of GMA unit increased the miscibility and T g , however, decreased the modulus at the same time. The results indicated that nano-reinforcement can not be well-performed by controlling the cure induced phase separation system. Meanwhile, the incorporation of GMA unit will complicate the system in property study. given in Fig4.12. All samples exhibited a single transition at high temperature confirming that the PMMA organic block remains soluble into the epoxy matrix during curing. At low BCP content, i.e. 5 phr, a slight increase of T g and rubbery modulus were observed. Additional incorporation of BCPs did not improve the properties of the network. Indeed, whereas hybrid networks at 10 phr finally exhibited similar properties as neat materials, further increase of BCP content (20 phr) led to a significant shift towards lower T g and rubbery modulus. This trend actually stemmed from the concomitant influence of two opposite effects.

Nanostructured inorganic domains behaved in a similar manner as nanofillers restricting the mobility of polymer chains in their vicinity [85] , while the soluble PMMA blocks exhibited a plasticizing effect due to their relatively low T g in comparison with the epoxy network.

Depending on the weight fraction of copolymer, one of these effects was predominant over the other. At low copolymer content, the impact of the inorganic domains seemed to be preponderant whereas, at high copolymer content, the plasticizing effect of PMMA appears to play the main role. The influence of the other copolymer structure is shown in Table4-4. The addition of 5 phr of copolymer, BCP1 or BCP2, resulted in the increase of the matrix T g but the effect was more significant for BCP1. Even though this increase was not outstandingly high, this result was quite unusual and remarkable since most of the studies dealing with the influence of BCPs on network behavior report a decrease of T g and rubbery modulus. It is also worth noting that this improvement of the network properties only requires 5 phr of O/I BCP thus avoiding the processing problems related to the typically high viscosities of copolymermodified epoxy systems. 

Thermal stability and flame retardancy

As a kind of I/O nano-object, POSS cage was expected to have promising future in synergetic flam-retardant [86,87] . POSS has been proved to enhance the thermo-oxidation resistance, attributed to the formation of the inert silica-like layer on the surface, which can prevent the further oxidation of the inner part of the matrix [88] . There were many reports focused on the fire retardancy of POSS [89] , in thermoplastic and thermosetting polymer systems. Synergy effect of multi-element attracted a lot of attentions, because the silicon formed chars at high temperature which was prevented by the evaporation of char. To investigate the effect of POSS BCP incorporation on the thermal stability and flame retardancy, TGA in air atmosphere were carried out. TGA curves of samples modified with different amount of SCP3 were shown in Fig4.14.

Obviously, the increase of POSS3 loading increased the degradation temperature, particularly for the second step. Meanwhile, loading higher than 10wt% didn't make further improvement in char formation. Even though, the char residual was much higher than theoretical value in terms of SiO 2 , indicating that the POSS might synergistically promoted the char formation, thus implicated in flame retardant. which revealed that the incorporation of POSS in low concentration had slight effect on the decomposition behavior of epoxy matrix, whereas higher loading (20phr) obviously decreased the weight loss rate in the second step. More importantly, the char content was increased with the increase of POSS content. One should notice that the char content was much higher than the SiO 2 derived from POSS, i.e. for sample modified with 20phr of BCP1, the char content was 7.3wt%, in contrast to the SiO 2 content (less than 2 wt%). Obviously, the incorporation of POSS BCP would helpful in the char formation and slow down the oxidation rate of the formed char, which was potential in the application as synergetic flam-retardant. 

Conclusion

Nano-structured O/I hybrid epoxy materials based on POSS based copolymers was prepared. The effect of functional group content on miscibility of POSS based statistic copolymer and epoxy was investigated. It was found that the incorporation of GMA improved the miscibility of modifier and matrix as well as complicacy of properties.

Nano-construction of hybrid epoxy based on self-assembly of POSS based BCP in DGEBA precursor was prepared. Thanks to the presence of the miscible block, the BCP is capable to self-organize on a nanometer scale in epoxy precursors solutions, forming micelles owning inorganic-rich POSS core covered with miscible corona (Fig4. 16). The O/I system from this method possess high homogeneity and well size/morphology control when compared with that from traditional sol-gel process. The results showed that the nano phase formed by POSS was homogeneously dispersed in matrix, thus the transparency preserved.

The measurements indicated that the thermo-mechanical, fracture and char formation properties of resulted POSS based O/I hybrids were well improved and the thermal stability was slightly affected. The thermal, mechanical properties of POSS based polymer were studied and the effects of POSS vertex group and aggregation state on the properties were investigated. It was found that the POSS block played a totally different role from POSS random incorporated in polymer chain. PMAiBuPOSS block will abnormally increase the T g of PMMA block even its own low transition temperature, meanwhile, PMACyPOSS BCP showed behaviors similar with thermosets as the POSS block played a role of cross linking phase. Results on thermal degradation showed slight difference between BCP and statistic copolymer. Morphology study on char residual of BCP showed that meso-porous silica obtained after pyrolysis in air.

Self-assembly behavior of POSS based block in selective solvent was studied.

Self-assembled nano-aggregates with various morphologies were prepared via dispersion RAFT polymerization in apolar solvent using PMAiBuPOSS macro CTA. By simply varying the dosage, polymerization time or temperature, continuous micelle transition was observed.

It was found that increase the chain length of macro CTA will turn the pathway to vesicle from mechanismⅠ(through cylindrical micelle) to mechanismⅡ(through Ostwald ripening). This discovery will be helpful in extensive synthesis of nanomaterials, particularly cylindrical micelles as well as theoretical studies on self-assembly of BCP.

Nano-construction of O/I hybrid epoxy materials based on POSS based copolymers. The effect of functional group content on miscibility of POSS based statistic copolymer and epoxy was investigated. It was found that the incorporation of GMA improved the miscibility of modifier and matrix as well as complicacy of properties. A novel method to nanostructure epoxy hybrid from self-assembly of POSS based BCPs possessing high POSS weight ratio synthesized via RAFT polymerization in epoxy precursors was presented. Thanks to the presence of the miscible PMMA block, the BCP is capable to self-organize on a nanometer scale in epoxy precursors solutions, forming micelles owning inorganic-rich POSS core and PMMA corona. The results showed that the nano phase formed by POSS was homogeneously dispersed in matrix, thus the transparency preserved. The measurements indicated that the thermo-mechanical, fracture and char formation properties of resulted POSS based O/I hybrids were well improved and the thermal stability was slightly affected.

Innovation

(1) It was the first time to systematically investigated the RAFT polymerization of POSS macromers and found the effect of bulky side group on controllability of RAFT polymerization.

(2) The effect of rigid POSS block with strong interaction on thermo-mechanical properties was firstly studied and found that physical cross-linked linear polymer showed the behavior similar with thermosets.

(3) Nano-aggregates of POSS BCP with various morphologies were successfully prepared. Continuous micelle transition was observed by simply varying the dosage, polymerization time or temperature. The effect of the chain length of macro CTA on vesicle formation pathway selection was experimentally confirmed.

(4) A novel method to nanostructure epoxy hybrid from self-assembly of POSS based BCPs was presented. Different from traditional coil BCP, the presence of PMACyPOSS rigid block formed inorganic-rich core like inorganic NPs. The properties of epoxy were improved by "nano-reinforcement" of NPs even with PMMA crona. The hybrid system from this

  in 84 % yield. By increase the proportion of acetone in the solvent, as shown in scheme, mixture product precipitate, [Cy 7 Si 7 O 9 (OH) 3 ], [Cy 6 Si 6 O 9 ] [Cy 8 Si 8 O 11 (OH) 2 ] were obtained via hydrolysis of CySiCl 3 in water/acetone mixture for 2~36monthes.

Fig 1 . 1

 11 Fig 1.1 preparation of POSS by hydrolysis of trichlorosilane

Fig 1 . 2 Fig 1 . 3

 1213 Fig 1.2 Synthesis of POSS via corner-capping reaction

Fig 1 . 4 1 . 1 . 3

 14113 Fig 1.4 Synthesis of POSS via converse of functional group

Fig 1 . 5

 15 Fig 1.5 The structure of POSS based polymer

Fig 1 . 6

 16 Fig 1.6 Variation of T g for as-cast PS-based copolymers films as the function of POSS content.

Fig 1 . 7

 17 Fig 1.7 (a) WAXD profiles of POSS-PU-34 along the equatorial direction at different strains and (b) SAXS profiles of POSS-PU-34 along the meridional direction at different strains

Fig 1 . 8

 18 Fig 1.8 Schematic deformation process: (a) undeformed stage, (b) earlier stage of plastic deformation under a tensile load, and (c) advanced stage of plastic deformation.

Fig 1 . 9

 19 Fig 1.9 Effect of POSS weight fraction on (a) modulus and yield strength and (b) compliance factor β and strain exponent m

Fig1. 10

 10 Fig1.10 Tensile properties of PMMA filled with: (a) CyPOSS; (b) MAPOSS; (c) both CyPOSS and MAPOSS

  from propagating along the chain. The initial stages of degradation involved mass loss from MMA alone, around 40% of the MMA units in Stages A+B and the remainder in Stage C. The degradation and sublimation mass loss from POSS-1 was around 58% in Stage D for the MACyPOSS monomer and for the copolymers with relatively low MACyPOSS contents. The Stage D mass loss from the copolymer with a relatively high POSS-1 content was limited to around 30% since the polymerization of POSS-1 with itself reduced sublimation. Exposure to 450 o C produced CyPOSS-like remnants in the MACyPOSS monomer and in all the copolymers. The degradation of these remnants, for the copolymers and for the MACyPOSS monomer, yielded 75% SiO 2 and an oxidized carbonaceous residue.

Fig 1 . 13

 113 Fig 1.13 Chars obtained after mass-loss calorimeter test, top view: (a) virgin, (b) 5% OMPOSS, and cross-section: (c) 5% APP, (d) 4% APP-1% OMPOSS, and (e) 4.5% APP-0.5% CNT

Fig 1 .

 1 Fig 1.14 (a) Smoke production and (b) CO concentration during combustion of epoxy and epoxy/POSS

Fig 1 . 15

 115 Fig 1.15 Profilometry measurements after AO fluence of 8.47×10 20 atoms/cm 2

Fig 1 .

 1 Fig 1.16 3-d Silicate layer obtained by holographic lithography

Fig 1 . 17

 117 Fig 1.17 POSS grafting reaction and TEM image of silica nanofiber after pyrolysis

Fig 1 . 18

 118 Fig 1.18 The effect of POSS content on the phase morphology of PCL-b-P4VP

Fig 1 .

 1 Fig 1.21 (a) Schematic illustration of self-assembly of POSS end-capped P(S-co-SSA) and (b) TEM image of supermicelle structure

Fig 1 . 22

 122 Fig 1.22 Synthesis of peptide via ring-open reaction initiated by amino POSS

Fig 1 . 25

 125 Fig 1.25 Self-organization of fluoro containing POSS end capped PEO in epoxy

Fig 1 .

 1 Fig 1.26 (a) Small molecular surfactant, (b) Gaint surfactant and (c) Amphiphilic BCP on the interface of water/oil

Fig1. 28

 28 Fig1.28 Morphology of norbornene-POSS/norbornene BCPs casting film: (a)10wt%, (b)30wt%, (c)60wt% of norbornene-CpPOSS and (d)10wt%, (e)30wt%, (f)60wt% of norbornene-CyPOSS

Fig 1 . 29

 129 Fig 1.29 Synthesis of POSS containing ABA triblock copolymer via ATRP

Fig 1 . 32

 132 Fig 1.32 Synthesis of POSS based BCP via LAP

Fig1. 35 .Fig 1 . 34

 35134 Fig1.35. The formation of the crystals and ordered layers might be induced by the ordering ability of the POSS moieties. Furthermore, the PMAPOSS block chains had helical conformations and thus were present as molecular cylinders, which made the formation of the crystals and ordered layers possible. However, on heating the orthorhombic crystals and the molecularly stacked layers in the PMAPOSS domains were found to melt over the range 170~190 o C. Because of melting, both the thicknesses and densities of the densely ordered and less ordered PMAPOSS layers in the lamellar structure varied significantly with temperature.During the subsequent cooling run, the orthorhombic crystals and molecularly stacked layers were not fully recovered, which indicated that the formation of orthorhombic crystals and stacked layers in the PMAPOSS domains required thermal annealing.

Fig 1 . 36

 136 Fig 1.36 Synthesis of POSS based BCP via RAFT polymerization mediated by DDTA

Fig2. 1 .Fig 2 . 1

 121 Fig2.1. Mg (2.5g, 105mmol) and a catalytic amount of I 2 were put into a 250mL a three neck flask equipped with pressure equalizing addition funnel and stir bar. 10mL of Anhydrous THF (50mL) and bromobenzene(10.5mL, 15.7g, 100mmol) mixture was then added into the flask under argon, and was heated to 35 o C for 15min, then the rest of mixture was added through the funnel. After kept at 50 o C for 2h, the resulted dark green solution was cooled to 0 o C and CS 2 (6.02ml, 7.6g,100mmol)in 30mL anhydrous THF was added in through the funnel, the solution turned to dark red. After heat at 50 o C for 1h, the residual magnesium was removed by filter and the THF in filtrate was removed by rotation evaporation. The dithio-acid was purified by repeated extraction with ether (80mL) and 2M HCl (100mL) and washed by 0.4M NaOH (240mL) was added in to extract the aqueous phase. After acidizing by 2M HCl (100mL). After dried by MgSO 4 , ether was removed, and then CCl 4 (60ml) and α-methyl styrene (13.02ml, 11.8g, 100mmol) was added in and then kept at 70 o C for 8h. After passing a H60 silica column eluted by petroleum ether, the red oil was frozen to solid and re-crystallized from hexane three times.

3 Fig 2 . 2

 322 Fig 2.2 Synthesis of tri-functionalized CTA based on the esterification of CPAD

Fig2. 5 .

 5 Fig2.5. After polymerization, the signal for the protons on double bond disappeared and that for the methylene protons on ester group shifted to low chemical shift as shown in Fig2.6.Same changes happened for MAiBuPOSS and MAPhOSS (Fig2.7~10). The conversion was determined by1 H NMR in CDCl 3 by relative integrations of the polymer ester group methylene protons (CH 2 -O, 2nH, = 3.8 ppm~4.15ppm for the monomer-where n is the degree of polymerization) and the characteristic vinyl protons of the residual monomer(5.58 and 
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 2121212 Fig 2.5 1 H NMR spectrum and peak assignment of MACyPOSS, Bruker 250M, d-chloroform

Fig 2 . 11

 211 Fig 2.11 WAXS spectra of (A) MAiBuPOSS, (B) MACyPOSS, (C) MAPhPOSS

Fig 2 . 2 . 3 . 2 . 2

 22322 Fig 2.12 FT-IR spectrum of CDB

Fig 2 .

 2 Fig 2.14 1 H NMR spectrum and peak assignment of CPAD, Bruker 250M, d-chloroform

Fig 2 .Fig 2 .Fig 2 . 17

 22217 Fig 2.15 SEC curves of (A) mixture after esterification, (B) first red fraction R1, (C) second red fraction R2, (D) third red fraction R3 and (E) CPAD. Column series B

Fig 2 . 18

 218 Fig 2.18 General mechanism of RAFT polymerization

  in which M m and M 0 represent the MW of monomer and CTA (CDB or first block) respectively (M m =1126 and 946.3 for MACyPOSS and MAiBuPOSS respectively, M 0 =272.4 for CDB). We firstly investigated the effect of monomer concentration on polymer kinetics in which [MAiBuPOSS]/[CDB]/[AIBN]=30/3/1 and the [MAiBuPOSS]=0.4, 0.5 and 0.6 mol/L were used respectively. Polymerization exhibited an ideal behaviour up to very high conversions. Good linearity was observed for all the kinetic curves as shown in Fig2.19. It was found that increase the monomer concentration could increase the rate constant. SEC analysis of all fractions showed narrow and symmetric distribution. A typical time evolution SEC traces as shown in Fig2.20 indicates a narrow and symmetric distribution. The relationship between MW and conversion was shown in Fig2.21.

Fig 2 . 19

 219 Fig 2.19 Semilogarithmic kinetic curves homopolymerization of MAiBuPOSS, [M]/ [CDB]/[AIBN]=30/1/0.333 in different [M] 0 : (A) 0.4M, (B) 0.5M and (C) 0.6M, and (D) [M] 0 =0.47M, [M]/[CDB]/[AIBN]=60/1/0.05

Fig 2 . 20

 220 Fig 2.20 SEC curves of PMAiBuPOSS at different conversion in kinetic study. [M]/[CDB]/[AIBN]=30/1/0.333, [M] 0 =0.5M

Fig 2 . 21

 221 Fig 2.21 MW and PDI vs conversion in homopolymerization of MAiBuPOSS: (A) [M] 0 = 0.5M, [M]/[CDB]/[AIBN] = 30/1/0.333; (B) [M] 0 = 0.465M, [M]/[CDB]/[AIBN] = 60/1/0.05). Black: M w by LS; grey: M n by SEC; hollow: PDI

Fig 2 . 22

 222 Fig 2.22 Semilogarithmic kinetic curves of homopolymerization of MACyPOSS with defferent [CDB]/[AIBN]: (A) 3, (B) 10, (C) 20. [M]/[CDB] =30/1, [M] 0 =0.42M

Fig 2 .Fig2. 5 .

 25 Fig 2.24 MW and PDI vs conversion in homopolymerization of MACyPOSS with deffrent [CDB]/[AIBN] (A) 3; (B) 10; (C)20. [M]/[CDB]=30, [M] 0 = 0.416mol/L. Black: M w by LS; grey: M n by SEC; hollow: PDI

Fig 2 . 25

 225 Fig 2.25 Illustration of DP n limitation in CDB mediated homopolymerization of MACyPOSS: (a) [M]/[CDB]/[AIBN] = 30/1/0.333; (b) M]/[CDB]/[AIBN] = 60:1/0.333) and MAiBuPOSS: (c) [M]/[CDB]/[AIBN] = 30/1/0.333; (d) [M]/[CDB]/[AIBN] = 60/1/0.333

Fig 2 . 26

 226 Fig 2.26 Semilogarithmic kinetic curves for chain extension of PMACyPOSS by: (A) St [M] 0 =5.4M, [M]/[CTA] =727; (B) BuA, [M] 0 =4.0M, [M]/[CTA] =592 and (C) MMA [M] 0 =5.0M, [M]/[CTA] =567. [CTA]/[AIBN]=20

Fig 2 .Fig 2 . 28

 2228 Fig 2.27 SEC curves of fractions in chain extension of PMACyPOSS by MMA. [M]/[CTA]/[AIBN]=567/1/0.05, [M] 0 =5.0M

Fig 2 . 29

 229 Fig 2.29 SEC curves of fractions in chain extension of PMACyPOSS by St. [M]/[CTA]/[AIBN]=727/1/0.05, [M] 0 =5.4M

Fig 2 .

 2 Fig 2.30 (a)Solution of C tr app by d(ln[CTA] t )/d(ln[M] t ); (b) SEC traces comparison of PMACyPOSS 18 -b-PMMA 283 as-prepared and after purification

Fig 2 . 31 Fig 2 . 33

 231233 Fig 2.31 Kinetic curves for chain extension of PMACyPOSS by: (A) MMA+5mol%St, [MMA] 0 =5.0M, [MMA]/[CTA]/[I]=567/1/0.05, and (B) MMA+10mol%St, [MMA] 0 =5.0M, [MMA]/[CTA]/[I]=567/1/0.05. Black symbol: MMA and hollow symbol: St

Table2- 3

 3 B1 and T1. Semilogarithmic kinetic curves and SEC curves during MACyPOSS polymerization mediated by a T1 were shown in Fig2.34 and 2.35 respectively. In the low conversion range, a linear relationship between -ln(1-conv) vs time was observed. The SEC curves shifted to high MW as the monomer conversion increased. PDI remained relatively low particularly for that with shorter chain as shown in Table2-4. Experimental condition and result for chain

Fig 2 . 34 Fig 2 . 35

 234235 Fig 2.34 Semilogarithmic kinetic curves for T1 mediated homopolymerization of MACyPOSS, [M]/[CTA]/[AIBN]=98/1/0.333, [M] 0 =0.42M

Fig 2 . 36

 236 Fig 2.36 SEC curves of (A) B1A, (C) T1A, (E) T1B and the corresponding curves after chain extension (B), (D) and (F)

Fig 2 .

 2 Fig 2.37 1 H NMR spectra of POSS homo-polymers and block copolymers: (A) PMAiBuPOSS 27 , (B) PMAiBuPOSS 26 -b-PMMA 385 , (C) PMACyPOSS 17.5 , (D) PMACyPOSS 17.5 -b-PMMA 335 , (E) PMACyPOSS 18.6 -b-P(MMA 175 -co-St 33 ). 1 H NMR analysis were carried out in d-chloroform except (C) in d-dichloromethane

  Fig2.38a and its insert. The dark area was attributed to POSS domain due to the high electron density of Si. The morphology of PMACyPOSS 18.6 -b-P(MMA 175 -co-St 33 ) was shown in Fig2.38b and its insert. In contrast to that of PMACyPOSS 17.5 -b-PMMA 335, the lamellar structure was better resolved and more regular. The size of POSS domain was in 10~12nm. Few impurities were observed in TEM observation.

Fig 2 . 38

 238 Fig 2.38 TEM image of casting thin film of (a) PMACyPOSS 17.5 -b-PMMA 335 and (b) PMACyPOSS 18.6 -b-P(MMA 175 -co-St 33 )

Fig 2 . 39 2 . 3 . 7 Thermal-mechanical properties of BCPs 2 . 3 . 7 . 1

 2392372371 Fig 2.39 Wide-angle X-ray scattering (WAXS) using Cu K α radiation (λ=0.15418nm) for (i) MACyPOSS powder, (ii) P(MACyPOSS 20 -co-MMA 388 ) , (iii) PMACyPOSS 18 , (iv) PMACyPOSS 17.5 -b-PMMA 335 and (v) PMACyPOSS 18.6 -b-P(MMA 175 -co-St 33 ). Samples were annealing at 140 o C for 1 week except MACyPOSS monomer

  the second block afforded copolymers (PMACyPOSS 18.6 -b-P(MMA 175 -co-St 33 )) having intermediate T g (116°C) in spite of very high POSS content ( 50 % wt) due to the lower T g of P(MMA-co-St) matrix.

Fig 2 . 40

 240 Fig 2.40 DSC curves of (A) PMCyPOSS 14.5 -b-PSt 186 , (B) PMAiBuPOSS 26 -b-PMMA 385 , (C) PMACyPOSS 17.5 -b-PMMA 335 , (D) PMACyPOSS 18.6 -b-P(MMA 175 -co-St 33 ), (E) P(MACyPOSS 20 -co-MMA 388 ) and (F) PMMA 293 . 10 o C/min from 25 o C to 250 o C (200 o C for PMMA), 2 nd heating cycle

Fig 2 .

 2 Fig 2.41 DSC curves of A: PMACyPOSS 17.5 -b-PMMA 335 , and B: P(MACyPOSS 20 -co-MMA 388 ) after annealing

Fig 2 . 42

 242 Fig 2.42 Dynamic mechanical thermal analysis (DMTA) of copolymers at 1Hz (bending mode): (A) PMACyPOSS 17.5 -b-PMMA 335 , (B) PMAiBuPOSS 26 -b-PMMA 385 , (C) PMACyPOSS 18.6 -b-P(MMA 175 -co-St 33 ) and (D) P(MACyPOSS 20 -co-MMA 388 ). Black symbols: storage modulus E'; hollow symbols: loss factor tan δ

Fig 2 . 43

 243 Fig 2.43 TGA curves of: (A) MACyPOSS monomer and (B) PMACyPOSS. 20 o C/min, from 25 o C~600 o C, in N 2

Fig 2 . 44

 244 Fig 2.44 TG and DTG curves of: (A) PMACyPOSS 17.5 -b-PMMA 335 , (B) PMCyPOSS 14.5 -b-PSt 186 , (C) P(MACyPOSS 20 -co-MMA 388 ) , (D) PMAiBuPOSS 26 -b-PMMA 385 , (E) PMACyPOSS 18.6 -b-P(MMA 175 -co-St 33 ) and (F) PMMA 293 . 20 o C/min, from 25 o C~600 o C, in N 2

  polymers showed dramatically weight loss at 280 o C when combustion occurred.Samples containing St unit showed good char forming character before 500 o C, but finally to silica as well as other polymer. The residual char was very close to the theoretical Si content (in terms of SiO 2 ). From this point of view, silica formation is truly occurred in combustion of POSS based polymer, but single POSS addition dose not offer good flam retardancy in terms of char formation. The most important effect of POSS is the synergy effect in char structure improvement. Synergy effect of multi-element attracts a lot of attentions, because the silicon forming chars at high temperature which is prevented by the evaporation of char.

Fig 2 . 45

 245 Fig 2.45 TGA curves of: (A) PMMA, (B) PMACyPOSS 17.5 -b-PMMA 335 , (C) PMACyPOSS 18.6 -b-P(MMA 175 -co-St 33 ), (D) PMACyPOSS 18.6 -b-P(MMA 90 -co -St 17 ).10 o C/min, from 25 o C~800 o C, in air

Fig 2 . 46 2. 4 Conclusion

 2464 Fig 2.46 TEM images of char of: (a), (b), (c) PMACyPOSS 11 -b-P(MMA 515 -co-St 60 ); and (d), (e) PMACyPOSS 18.6 -b-P(MMA 90 -co-St 17 )

Fig 3 . 1

 31 Fig 3.1 TEM of micelles (3mg/ml) of PMACyPOSS 18.6 -b-P(MMA 175 -co-St 33 ) formed in: (a) cyclohexane and (b) acetone; the inserts were the DLS results

Fig 3 . 2

 32 Fig 3.2 TEM images of morphologies from different feed ratio of [MMA]/[CTA]: (a) 940, (b) 1410, (c) 1880; MMA/cyclohexane=1:2 (v/v), [CTA]/[AIBN]=10:1, 65 o C 20h, conversion=90%

  and AIBN (3.3mg, 0.02mmol) were dissolved in toluene (2.2mL) in schlenk tube, and then the solution was degassed with five consecutive freezing-pump-thawing cycles and then filled with argon. The tube was sealed and then placed in oil bath thermo-stated at 65 o C for 48h, Conversion=80%. PMAiBuPOSS was obtained by repeated precipitated from methanol: ethyl acetate=8:1, M n =6200, PDI=1.05 by SEC and DP n =13 by 1 H NMR, named PMAiBuPOSS 13 . Another PMAiBuPOSS macro CTA with higher DP n were synthesized in the condition of [MAiBuPOSS]/[CDB]/[AIBN] =[25]/[1]/[0.05] at conversion=73%, achieving homo-polymer with M n =8400, PDI=1.05 by SEC and DP n =19 by 1 H NMR, named PMAiBuPOSS 19 .

1 H

 1 Nuclear Magnetic Resonance spectroscopy (NMR): 1 H NMR measurements were carried out on a Bruker AV400MHz NMR spectrometer. The samples were dissolved with d-chloroform and the solutions were measured with tetramethylsilane (TMS) as the internal reference. Size Exclusion Chromatography (SEC): SEC was performed in tetrahydrofuran using a series of Waters styragel HR2, HR4 and HR5 under the flow rate of 1mL/min. Calculations of apparent molar mass were determined using Waters Breeze software from a calibration based on linear polystyrene standards (from PSS). RI detector was used to calculate the MW. Transmission Electron Microscopy (TEM): TEM was performed on a JEM2100 high-resolution Transmission Electron Microscope at the accelerating voltage of 200kV. Samples were prepared by diluting several drops of mixture in 3mL octane, and then picked by copper 400 mesh grids. Scanning Electron Microscopy (SEM): SEM of fracture surface was performed on LEO-1530 Field Emission Scanning Electron Microscope at an activation voltage of 20 kV. Samples were prepared by casting diluted solution on glass slide. Dynamic Laser Scattering (DLS): DLS analysis was performed on Plus90 particle size analyzer (Brookhaven) at 25 o C. Samples were prepared by diluting solution with octane into translucent.

Fig 3 . 3

 33 Fig 3.3 Chemical structure and 1 H NMR spectrum with peak assignment of PMAiBuPOSS macro CTA

Fig 3 . 4

 34 Fig 3.4 Polymerization kinetic of E1, St/octane (v/v) =1/2, [St]/[PMAiBuPOSS 13 ]=1700, 120 o C

Fig 3 . 5 Fig 3 . 6 Fig 3 . 7 Fig 3 . 8 Fig 3 . 9 Fig 3 . 10

 3536373839310 Fig 3.5 Conversion evolution of MW and PDI in E1: St/octane (v/v) =1/2, [St]/[PMAiBuPOSS 13 ]=1700, 120 o C

Fig3. 11 Fig3. 12 3 . 3 . 3

 1112333 Fig3.11 TEM images of morphologies of E5: St/octane (v/v) =1/1.5, [St]/[PMAiBuPOSS 19 ]=2550, 120 o C, (a)15h, (b)24h, (c)40h and E6: St/octane (v/v) =1/1.5, [St]/[PMAiBuPOSS 19 ]=3800, 120 o C, (d)15h, (e)25h

Fig3. 13

 13 Fig3.13 Optical appearance of E2: St/octane (v/v) =1/2, [St]/[PMAiBuPOSS 13 ]=2550,120 o C , 15h at different temperature during cooling

  Mixture at 120 o C was firstly cooled in water thermo-stated at 80 o C, 70 o C and 60 o C respectively and held for 20 minutes, and then rapidly cooled in ice bath under fast stirring.

Fig 3 .

 3 Fig 3.14 TEM (a, b, c) and SEM (d, e, f) images of E2: St/octane (v/v) =1/2, [St]/[PMAiBuPOSS 13 ]=2550, 120 o C , 15h from: (a, d) slowly cooled to room temperature; (b, e) rapid cooled to 70 o C then held for 20minutes followed by slowly cooled to RT; (c, f) rapid cooled to 60 o C then held for 20minutes then followed by rapidly cooled in ice bath

Fig 3 . 15

 315 Fig 3.15 TEM images of intermediate of E2: St/octane (v/v) =1/2, [St]/[PMAiBuPOSS 13 ]=2550,120 o C , 15h obtained from rapid cooled to 70 o C then held for 20minutes followed by rapidly cooled in ice bath

Fig 3 . 16

 316 Fig 3.16 Illustration of pathway selection to vesicle in dispersion polymerization

Fig 4 . 3 Table4- 2

 432 Fig 4.3 Molecular structure of POSS based BCPs

1 H

 1 Nuclear magnetic resonance spectroscopy (NMR): 1 H NMR measurements were carried out on a Bruker AV400MHz NMR spectrometer. The samples were dissolved with d-chloroform and the solutions were measured with tetramethylsilane (TMS) as the internal reference. Size Exclusion Chorography (SEC): SEC analysis were performed in THF at 25°C (flow rate: 1 mL . min -1 ) on a Shimadzu DGU-20A apparatus equipped with a Shimadzu RID-10A refractive-index detector and a Viscotek 270 viscosimetry/RALS dual detection, and fitted with three Waters HR5E column. Thermogravimetric analysis (TGA): Simultaneous Thermal Analysis (NETZSCH STA 409EP) was used to investigate the thermal stability of the hybrid material. All of the thermal analysis was conducted in air from ambient temperature to 800 •C at the heating rate of 10 o C min -1 . Dynamic mechanical thermal analysis (DMTA): The DMTA was carried out on a Dynamic Mechanical Thermal Analyzer (DMTA) (MKIV, Rheometric Scientific Inc., USA) in single cantilever model with the temperature ranging from 30 to 250 •C. The frequency used is 1.0 Hz at the heating rate 3.0 o C min -1 . The specimen dimension was 30mm×6mm×1.5mm. Transmission Electron Microscopy (TEM) was performed on a Philips 120 high-resolution Transmission Electron Microscope at the accelerating voltage of 80 kV. Samples were trimmed using an ultra-microtome, and the slice (60~70 nm in thickness) were placed in 200 mesh copper grids for observation. Scanning Electron Microscopy (SEM): SEM of fracture surface was performed on LEO-1530 Field Emission Scanning Electron Microscope at an activation voltage of 20 kV.

Fig 4 . 4

 44 Fig 4.4 SEM images of fracture surface of: (a) neat epoxy, epoxy modified with (b) 5wt%, (c) 10wt%, (d) 15wt% of SCP1, 10wt% of (e) SCP2 and (f) SCP3

Fig 4 . 5

 45 Fig 4.5 Optical appearance of epoxy samples: (a) neat epoxy; epoxy modified with 10phr of (b) BCP1, (c) BCP5, (d) BCP2 and (e) P(MMA 388 -co-MACyPOSS 20 )

Fig 4 . 6 Fig4. 7 .

 467 Fig 4.6 TEM of nanostructured epoxy modified with (a) 5, (b) 10 and (c) 20 phr of BCP1

Fig 4 . 7

 47 Fig 4.7 TEM of nanostructured epoxy networks generated from 10phr of hybrid block copolymers: (a) BCP5, (b) BCP2, (c) BCP3, (d) BCP4. (scale bar: 200nm)

Fig 4 . 8

 48 Fig 4.8 SEM images of fracture surface of epoxy modified with: (a) 20 phr of BCP1 and (b) 10 phr of BCP2. Surface was etched in dichloromethane

4. 3 . 2 . 1

 321 Epoxy modified with SCPsSEM of fracture surface in low magnification as shown in Fig 4.9 showed smooth surface with only a few crack for neat epoxy, while rough surface for modified epoxy. Epoxy modified with SCP1 showed a scales-like fracture surface. However, the fracture energy might decrease because of the weak interaction even the surface area increased. The inter-phase in micro scale trend to developed to crack, thus weaker the toughness. In contrast, epoxy modified with SCP2 and SCP3 showed rough fracture surface along with tough crack tip, indicating the transition from brittle to ductile fracture behavior.

Fig 4 . 9 4 . 3 . 2 . 2

 494322 Fig 4.9 SEM images of fracture surface of epoxy modified with: (a) neat epoxy, epoxy modified with 10wt% of (b) SCP1 (c) SCPS2 and (d) SCP3

Fig 4 . 10 4 . 3 . 3 Thermo-mechanical properties 4 . 3 . 3 . 1

 4104334331 Fig 4.10 SEM images of fracture surface of (a) neat epoxy, epoxy modified with (b) 5phr, (c) 10phr, (d) 20phr of BCP1, (e) 5phr and (f) 10phr of BCP2

Fig 4 . 11

 411 Fig 4.11 DMTA curves of (A) neat epoxy and epoxy modified with 10wt% of (B) SCP1 (C) SCP2 and (D) SCP3

Fig 4 .

 4 Fig 4.12 DMTA curves of (A) neat epoxy, epoxy modified with (B) 5phr, (C) 10phr and (D) 20 phr of BCP1

4. 3 . 4 . 1

 341 Epoxy modified with statistic copolymerTGA curves of epoxy modified with 10wt% of SCP were shown in Fig4.13. It was clear that the modified samples showed a obvious improvement in thermal stability. The initial degradation temperature (named as 10% weight loss) increased 10~30 o C when compared with neat epoxy. The temperature of the second loss stage increased 30~70 o C. The final char resided also increased to 4~10wt% from a negligible level. The GMA content on the stability was complicate and irregular, probably due to the incompletely reacted GMA which played a role of weak link.

Fig 4 .

 4 Fig 4.13 TGA curves of (A) neat epoxy, epoxy modified with 10wt% of: (B) SCP1, (C) SCP2 and (D) SCP3

Fig 4 . 14 4 . 3 . 4 . 2

 4144342 Fig 4.14 TGA curves of (A) neat epoxy, epoxy modified with: (B) 5wt%, (C) 10wt% and (D) 15wt% of SCP3

Fig 4 . 15

 415 Fig 4.15 TGA curves of (A) neat epoxy, epoxy modified with: (B) 5phr, (C) 10phr and (D) 20phr of BCP1

Fig 4 . 16

 416 Fig 4.16 Graphical illustration of the nanostractation of O/I hybrids

  

  

  

  

  

  

  

  

  

  

  

  

  

1.2.3.3. Photo-Oxidative Resistance

  

	Si-O bond was much stronger than other covalent bond from energetically concern. Due
	to the Si-O skeleton, POSS could survive from not only in thermal degradation and
	combustion, but also in high-energy ion beams, vacuum ultraviolet and oxygen plasma in
	terms of SiO 2 . Moreover, the pre-formed SiO2-like surface layer on the POSS materials
	prevented further etching and consumption. Such excellent oxidation resistance made it
	possible in the application in photo-oxidative resistance materials, aerospace materials and
	lithography technology.

POSS based BCPs: Synthesis, Morphology and Properties 2.1 Introduction
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Chapter 2

POSS was a new class of organo-silicon compound with a nano-scale cubic structure

Table 2 - 1

 21 Assignment of WAXS peak and distance calculated of MACyPOSS

	h, k, l	2 theta ( o )	Distance (Å)
	101	7.83	11.28
	110	10.47	8.44
	102	11.61	7.61
	021	13.05	6.78
	030/113/122	16.72/18.14/18.82	5.30/4.88/4.71
	312	24.00	3.70
	124/105	25.60/25.76	3.48/3.45

2 Synthesis and characterization of RAFT agent

  

Table 2 - 2

 22 Properties of the POSS based homopolymers

	Exp M [M] 0 /[CDB] 0	Conversion (%)	DP n	b	M n (×10 3 ) c	d (×10 3 ) M w	PDI
	P1 Cy	30	37	15		6.2	17 (13) e 1.12
	P2 Cy	40	39	17.5	7.3	20 (18) e 1.10
	P3 Cy	40	41	18.6	7.9	n.a. (19) e 1.10
	P4 iBu	28	93	n.a.	12	28 (24) e 1.15
	P5 iBu	25	73	19.0	8.4	n.a. (19) e 1.05
	(a) Polymerizations carried out at 65°C at [CDB]/[AIBN]=20 for P1-4 and [CDB]/[AIBN]=3 for P5; (b)
	Calculated from 1 H NMR after purification; (c) Estimated from SEC analysis calibrated with PS
	standards; (d) Determined by SLS; (e) Theoretical molar masses	

Table 2 - 4

 24 Properties of the POSS based homopolymersFor the macro CTA described above, chain extension was carried out by mix monomer containing 10mol% St and 90mol% MMA. The SEC curves of sample before and after chain extension was shown in Fig2.36. It was clear that the kinetic curve was of good linearity and the MW increased with the conversion. Narrow and symmetric distribution was observed for single chain shorter than 18 but became a broaden peak for long chain as interpreted above. The SEC curves of BCPs obtained by consecutive chain extension showed good MW distribution without visible first block residual except for that from T1B, in which a tail was observed. The details were shown in Table2-5.

				Conversion		M n		M n,th
	Sample CTA	[M]/[CTA]	(%)	DP n, NMR	(10 3 )	PDI	(10 3 )
	B1A	B1	86	36	19×2	15	1.35	35
	T1A	T1	130	31	17×3	18	1.29	45
	T1B	T1	130	40	25×3	21	1.43	59

Table 2 - 5

 25 Characterization of the POSS based BCPs

	Sample	M n,SEC (10 3 )	PDI	M w,LS (10 3 )	POSS (wt%)
	B1A-BCP	65	1.258	121	40.1
	T1A-BCP	68	1.289	138	46.5
	T1B-BCP	105	1.383	223	39.9

6 Molecular structure and morphology characterization of BCP 2.3.6.1 Molecular structure characterization

  The 1 H NMR spectra of representative POSS based BCPs were shown in Fig2.37.

	Composition of PMAiBuPOSS x -b-PMMA y was calculated by the integration of
	0.6ppm (PMAiBuPOSS, 16xH) and 3.4~4.2ppm ((2xH for PMAiBuPOSS and 3yH
	for PMMA); Composition of PMACyPOSS x -b-PMMA y was calculated by the
	integration ratio of 0.6~2.2ppm (86xH for PMACyPOSS and 5yH for PMMA) and
	3.4~4.2ppm ((2xH for PMAiBuPOSS and 3yH for PMMA), so does the
	P(MACyPOSS x -co-MMA y ); Composition of PMACyPOSS x -b-P(MMA y -co-St z ) was
	calculated by the integration ratio of 0.6~2.2ppm (86xH for PMACyPOSS and 5yH

Table 2 - 6

 26 Molecular details of polymers and thermal properties in this chapter

	Sample	M n (10 3 ) a	PDI a	M w (10 3 ) b	f POSS (wt%) c	T g d ( o C)	ΔC p (J·g -1 ·K -1 ) d	T d ( o C) e	Char e (wt%)
	MACyPOSS	-	-		-	-	-	439	22.3
	PMACyPOSS 18.6	7.3	1.12	20	-	-	-	427	12.0
	PMMA 293	30	1.18	-	0	112.6	0.353	355	0.14
	PMACyPOSS 17.5 -b-PMMA 335	36	1.22	53	37	128.1	0.171	361	3.7
	PMACyPOSS 14.5 -b-PSt 186	22	1.17	32	47	100.5	0.147	417	3.1
	PMAiBuPOSS 26 -b-PMMA 385	45	1.15	76	40	125.4	0.138	366	0.15
	PMACyPOSS 18.6 -b-P(MMA 175 -co-St 33 )	31	1.24	38	49	116.4	0.138	402	5.2
	P(MACyPOSS 20 -co-MMA 388 )	42	1.18	-	38	125.5	0.219	362	3.2

(a) Determined by SEC against PS standards; (b) calculated from multi detector; (c) calculated from 1 H NMR; (d) middle transition step measured by DSC, (e) max weight loss temperature by TGA in N 2

  MAiBuPOSS and MACyPOSS were purchased from Hybrid Plastics and used as received. St was purified by passing base alumina column to remove the inhibitor before use. Toluene was purchased from sinoreagent and was washed by concentrate sulfate acid and water consequently, then distilled in the present of calcium hydride before use.

	1 H
	NMR (7.86ppm, d, 2H; 7.56ppm, d, 2H; 7.46 ppm, t, 1H; 7.36ppm, t, 4H; 7.21ppm, t, 1H;
	2.03ppm, s, 6H).

  Experimental details in preparation of self-assemblies

	Exp.	CTA	[M] 0 /[CTA]	St/octane (v/v)	Time (h)	Conv. (%)	M n	a (10 3 )	PDI a	Morphology b
	E1	PMAiBuPOSS 13	1700	1/2	6	17		29	1.23	S
					10	21		32	1.29	S+C
					15	24		33	1.39	C
					25	32		44	1.36	V
					40	46		48	1.49	V
	E2	PMAiBuPOSS 13	2550	1/2	15	24		44	1.45	C+V to V
	E3	PMAiBuPOSS 13	3400	1/2	15	25		51	1.44	LCV
	E4	PMAiBuPOSS 19	2550	1/2	15	25		63	1.59	S
	E5	PMAiBuPOSS 19	2550	1/1.5	16	35		53	1.65	S+H
					24	38		56	1.91	S+V
					40	51		69	1.60	V +S
	E6	PMAiBuPOSS 19	3800	1/1.5	15	29		68	1.60	S+H+V
					25	35		74	1.65	V
	(a) by SEC vs PS standards; (b) S, C, V, H and LCV represent spheres, cylinders, vesicles, hollow particles and large compound vesicles respectively

-1

.2 Synthesis and preparation 4.2.2.1 Synthesis of POSS containing statistic copolymers

  

	Shell Epon828 (MW=376) and Dow Chemical DER332 (MW=346). Cure agent:
	4,4'-methylene-bis(2-chloroaniline) (MOCA) and 4,4'-Methylenebis-(3-chloro-2,6-
	diethylaniline) (MCDEA) were in technical grade. The chemical structure of DGEBA and
	cure agent was shown in Fig4.1. Unless specially indicated, other reagents were of analytical
	pure grade used as received.			
	O	O		O	O	O	O
						n
					O H	
					DGEBA	
			EPON 828, n=0.13, MW=376; DER 332, n=0.02, MW=346
							Cl	Cl
		Cl		Cl	C 2 H 5	C 2 H 5
		NH 2 Sample	NH 2 Composition (mol%) MOCA MMA GMA POSS	H 2 N	C 2 H 5 POSS (wt%) MCDEA	NH 2 T g ( o C) C 2 H 5
	Fig 4.1 Molecular structure of precursors of epoxy: DGEBA, MOCA and MCDEA SCP1 94.2 0 5.77 39.9 136.9
		SCP2	78.7	15.2	6.08		39.7	128.1
		SCP3	58.2	35.0	6.78		40.7	123.8
	4.2MMA, GMA, MAPhPOSS and toluene in preset ratio were put into a two neck flask 4
	equipped with condenser under Ar. After heating to 75℃, 1mol% (to monomer) of BPO in
	4.2.1 Raw materials toluene was injected in. Polymer was obtained by repeated precipitation in methanol after
	polymerization for 24h. After dried, polymer was characterized by 1 H NMR (Fig4.2 and
	AIBN and Benzoyl peroxide (BPO) in AR grade were purchased from Sinoreagent and Table4-1).
	recrystallized before use. MAiBuPOSS, MACyPOSS and MAPhPOSS were purchased from

Hybrid Plastics and used as received. MMA, St and GMA were passed through base alumina column to remove the inhibitor before use. Diglycidyl ether of bisphenol A (DGEBA): Fig 4.

2 1 H NMR and peak assignment of (A) SCP3, (B) SCP2 and (C) SCP1 Table4-1 Composition and structure information of statistic copolymers

.2.2.2 Synthesis of POSS based BCPs

  1×10 -6 mol) dissolved in 0.5mL toluene in schlenk tube were deoxygenated by five consecutive freeze-pump-thaw cycles. The tubes were subsequently placed in an oil bath thermostated at 65°C. The polymerization was stopped by plunging the tubes into liquid nitrogen. The resulted BCP was obtained as pink powder after precipitation from methanol twice. For BCPs containing pure PMMA block, selective solvent, for instance, cyclohexane was used to extract the residual of POSS homo-polymer macro CTA. The chemical structure of BCPs was shown in Fig4.3 and the characterization results were shown in Table4-2.

	MMA(1.2mL, 11.33mmol), St(0.15mL, 1.27mmol), PMACyPOSS (0.4g, 2×10 -5 mol) and
	AIBN(
	In a typical experiment, the MACyPOSS monomer (10.134g, 9mmol), CDB (61.3mg,
	0.225mmol) and AIBN (1.85mg, 0.01125mmol) were dissolved in 13.5 mL toluene and
	placed in schlenk tubes which were thoroughly deoxygenated by five consecutive
	freeze-pump-thaw cycles. The tubes were subsequently placed in an oil bath thermostated at
	65°C for 48h. The reaction was stopped by plunging the tubes into liquid nitrogen.
	PMACyPOSS polymers were subsequently precipitated twice into an acetone/ethyl acetate
	8/2 (v/v) mixture in order to eliminate residual monomer (1wt% of residual POSS monomer
	after purification).

Table 4 -

 4 3 DMTA results of POSS based statistic copolymer modified epoxy

				DMTA	
	Sample	Composition	Tg ( o C) E'-50 o C (GPa)	E'-180 o C (MPa)
	1	neat	144.4	1.37	28.9
	2	5wt% SCP1	145.1	1.31	31.3
	3	5wt% SCP2	146.8	1.31	28.6
	4	5wt% SCP3	147.6	1.36	32.6
	5	10wt% SCP1	139.5	1.36	27.4
	6	10wt% SCP2	144.1	1.13	29.3

Table 4 -

 4 4 DMTA results of POSS based BCPs modified epoxy

	Sample	Composition a	DMTA Tg ( o C) E-50 o C (GPa) E'-220 o C (MPa)
	A	neat	186.8	1.53	29.5
	B	5phr BCP1	195.4	1.90	33.7
	C	10phr BCP1	189.2	1.70	28.8
	D	20phr BCP1	178.3	1.81	23.9
	E	5phr BCP2	190.7	1.96	32.7
	F	10phr BCP2	188.5	1.60	24.3
	G	10phr BCP3	199.4	1.44	31.6
	H	10phr BCP4	197.5	1.7	30.6
	I	10phr BCP5	192.4	1.87	35.7
	(a) phr: per hundred DGEBA			
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method possesses high homogeneity and well size/morphology control when compared with that from traditional sol-gel process.

Prospective

(1) Even the controllability of RAFT polymerization of POSS macromers were improved when compared with other CRP system, the steric hindrance still dramatically affect the system.

(2) Lack of further study on properties and application of self-assemblies of POSS based BCPs.

(