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Nanostructured silicon carbide (SiC) is considered today as a good alternative to the conventional materials for various multidisciplinary applications. In this thesis, SiC nanostructures were elaborated by means of electrochemical etching and laser ablation techniques. The first part of the thesis clarifies size-dependence of optical properties as well as importance of local-field effects onto the photoinduced electronic transitions of SiC nanostructures. In the second part of the thesis strong 15fold photoluminescence enhancement of SiC nanoparticles is ensured by their near-field interactions with multipolar localized plasmons. Further, 287-fold and 72-fold plasmon-induced enhancement factors of two-photon excited luminescence and second harmonic generation is achieved, respectively.

The main physical mechanisms responsible for the observed effects were described by threedimensional finite-difference time domain simulations. Finally, the coupling effect of luminescent SiC nanoparticles to plasmonic nanostructures is used in the enhanced labelling of biological cells on the planar structures. As a perspective, colloidal plasmonic (Au@SiO 2 )SiC nanohybrids were elaborated and characterized.
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Résumé

Le carbure de silicium (SiC) nanostructuré est considéré aujourd'hui comme une bonne alternative aux matériaux traditionnels pour diverses applications multidisciplinaires. Dans cette thèse, des nanostructures de SiC ont été élaborées par gravure électrochimique et par ablation laser. La première partie de cette thèse décrit et explique la dépendance en taille des propriétés optiques ainsi que l'importance des effets de champ local sur les transitions électroniques photo-induites des nanostructures de SiC. Dans la seconde partie, il est démontré une amplification d'un facteur 15 de l'intensité de photoluminescence des nanoparticules de SiC par leurs interactions en champ proche avec les plasmons multipolaires localisées. En outre, un facteur 287 et un facteur 72, induits par le couplage plasmonique, sont obtenus respectivement pour les signaux de luminescence à deux photons et de génération de seconde harmonique. Les principaux mécanismes physiques responsables des effets observés ont été décrits par des simulations de type différences finies dans le domaine temporel en trois dimensions. Enfin, l'effet de couplage de nanoparticules de SiC luminescentes à des nanostructures plasmoniques en structures planes est utilisé pour améliorer le marquage de cellules biologiques. Une perspective est ouverte sur la réalisation et les premières caractérisations de suspension colloïdales de nanohybrides plasmonique (Au@SiO 2 )SiC. 
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General Introduction

The strong efforts have been made in nanoscience and nanotechnology to optimize and exploit the potential of materials. Nanoscale engineering allows dramatic extension of their basic properties and also leads to new applications. In this chapter, overview of nanostructured silicon carbide as a good alternative to the conventional materials for various multidisciplinary light-emitting applications will be presented. At the beginning, the general physical properties of bulk SiC will be introduced.

Second section of the chapter will describe how nanostructured SiC can be fabricated. Third section is devoted to the detailed description of the optical properties gained after SiC nanostructuring. Eventually, last section reveals importance of the nanostructured SiC for wide range of applications. polytypes are attracting more attention due to their superior electronic properties. In addition, SiC has a large avalanche breakdown field, and an excellent thermal conductivity, all of which make it ideal for high-power operation [1].

Physical properties of bulk silicon carbide

Despite its indirect band gap, blue SiC LEDs are commercially available. The efficiency of these devices is less than 0.03%, but that is partly compensated by the ability to drive these LEDs at high currents. Moreover, large Si-C bonding energy allows use of elaborated yellow, green and blue emitting SiC LEDs in significant temperature and radiation fluence ranges [2].

As a wide-band-gap semiconductor, SiC is desirable for UV optical detection applications in consequence of insensitivity to longer wavelengths and very small dark current levels, even at elevated temperatures. Low dark current enables SiC photodiodes to exceed Si UV sensitivities by four orders of magnitude. The ruggedness of SiC is also an important advantage for UV detection, where hostile environments such as in-situ combustion monitoring and satellite-based missile plume detection are involved.

The Electron mobility (cm 2 V -1 s -1 , 300K) ≤1000 ≤850 ≤450

Hole mobility (cm 2 V -1 s -1 , 300K) ≤40 ≤120 ≤100 In addition, SiC is attractive for nonlinear optics applications. The optical damage threshold is an important characteristic of any nonlinear material because of the higher device efficiency with increasing power density. The performances of many materials are limited by modest damage thresholds. The extremely high melting point (T~3100K) and thermal conductivity of bulk SiC suggest the possibility of a high durability and threshold values.

Large electro-optic coefficients are expected in SiC polytypes, which will make this compound an excellent candidate for electro-optical devices in the visible and near ultraviolet region [6].

Table 1.2 lists the static SHG coefficients (in units of pm/V) of independent tensor components for 4H, 6H and 3C polytypes [6][7][8][9]. Theoretical evaluations are based on the abinitio pseudo-potential calculation within density-functional theory in local-density approximation (DFT-LDA) with or without "scissors" operator, or in GW approximation. The sign of the components were adapted to the common coordinate system as in [7].

Additionally, semi-ab-initio tight-binding calculation in case of low-frequency third-order susceptibilities estimates values (3) 1111 χ =0.029 and 3 (3) 1212 χ =0.043 (in 10 

Methods for SiC nanostructuring

Among the main methods on the nano-SiC synthesis it is worth discussing of the most notable: a) laser ablation, b) chemical vapour synthesis, c) ion implantation followed by thermal annealing, d) laser pyrolysis, and e) electro-and electroless chemical etching. A brief description of the mentioned methods will be done in the next section.

1.2.1.

Laser ablation

The diagram of laser ablation technique is shown in Commercially available SiC target and deposition substrates of silicon or molybdenum are used in the fabrication of nano-SiC [11,12]. The variation of the substrate temperature and material allows the controlled synthesis of SiC nanosprouts, nanowires, and nanoneedles. Laser ablation may also be used to form uniform arrays of periodic nanoparticles (NPs) on the initial SiC target substrate [13,14]. The period of 80 nm was much smaller than the wavelength of the laser beam (λ=400 nm). Thus, the formation of short-period NPs was attributed to the second harmonic generation on the surface of SiC target.

Alternatively, the laser ablation can be carried out in a solution [15]. In this variation, laser beam is focused on silicon wafer (as Si source) immersed in ethanol which acts as carbon source. Schematic view of the procedure can be seen in TEM images of amorphous silicon carbide nanosprings [18]; (c) SEM image of a selfsupported felt of SiC-based nanocables [20].

Solid precursors of Si and C, namely SiO and polypropylene have been used in order to drastically decrease the cost of the resulting SiC-based nanocables compared to conventional high-purity gaseous reactants [20]. The main feature of these nanowires (Figure 1.6c) is their length estimated to be as long as 500 µm, while SEM pictures demonstrate nanowires with diameters in the range of 20-40 nm.

Ion implantation

Ion implantation is the method of ions introduction into a substrate at energies that allow their penetration beyond the surface. Conventionally used for the purpose of doping, this method can be used for the formation of nanocrystals (NCs) surrounded by a host matrix. Same approach was considered to obtain SiC NCs. For example, 3C-SiC NCs were formed by carbon implantation into Si substrate at 35 keV with various dose, followed by postimplantation annealing at 1200 °C for 30 min in Ar atmosphere [21]. Thermal dry-oxidation of the annealed samples at 1050 °C for 3 h was performed to form 3C-SiC NCs embedded in This method was employed to grow small SiC NPs in a flow reactor by CO 2 laser pyrolysis from acetylene (C 2 H 2 ) and silane (SiH 4 ) mixture [24]. The crystal structure, composition and size of NPs can be modulated by the flow of reactive gases and the laser power. Whatever the laser power used for the synthesis, the mean grain size was very close to 10 nm, as can be seen in Figure 1.9. However the presence of crystallites about 2-3nm large can also be found in the powder synthesized with a high laser power (600 W). 1a from [27]), and (b) evaporated suspension of SiC NPs (Figure 1a from [28]).

Similar approach proposed by Botsoa et al. [28] allows formation of dry SiC nanopowder by simple dry grinding of the formed free porous layer. Low resistivity grade (<1 Ω*cm) bulk 3C-SiC polycrystalline wafer was implemented in the preparation. The etching process took place for 3 h under UV illumination at a current density of 25 mA/cm 2 using a 1:1 HF (50%)/ ethanol electrolyte. After the etching, a highly porous network constituted by interconnected 3C-SiC NCs was formed. The ultraporous layer was then naturally dried in ambient air and afterwards removed from the wafer. The 3C-SiC nanopowder obtained by grinding can be easily dispersed in different polar solvents. TEM image of the NPs deposited on a graphite grid by evaporation of a part of the colloidal suspension can be seen in Figure 1.13b. Here again the presence of ultra-small NPs can be observed.

Figure 1.14: TEM image of the 3C-SiC

NCs suspended in ethanol (Figure 1a from [29]).

For the electroless chemical etching strong oxidizing agent is needed (HNO 3 acid for example), which primarily dissolves SiC to form some interconnected nanostructure network.

Afterwards, HF removes the silicon oxide formed during the oxidization. Promising results, regarding direct preparation of bulk quantity 3C-SiC NCs by this technique starting from SiC powders was reported by Zhu et al [29]. The acids used for the fabrication was 65% nitric acid (HNO 3 ) with the volume of 25 ml and 40% hydrofluoric acid (HF) with the volume of 75 ml. The sizes of the as-prepared 3C-SiC NCs are smaller than 6.5 nm and have a centric distribution with the maximal probability of 3.6 nm (Figure 1.14). Spectral analysis and microstructural observations show that the chemical etching leads to the formation of a weakly interconnected nanostructure network in the large 3C-SiC grains and subsequent ultrasonic vibration crumbles the interconnected network, forming small-size 3C-SiC NCs.

Optical properties of SiC nanostructures

Nanoscale engineering of SiC allows considerable extension of its basic physicochemical properties. The increase in surface area to volume ratio alters a wide range of mechanical, thermal, electrical and optical properties of the material. The nonlinear properties of the nanostructured SiC can also be significantly enriched by strong dependence on defects and small deviations from the symmetric shape as well as from broken symmetry at interfaces.

Additionally, quantum mechanical effects can modify the electronic properties of solids when the size of the system decreases. This effect is not observable by going from macro to micro dimensions. However, depending on the material, quantum effects become significant when the nanometer size range is reached, typically for dimensions of 100 nanometres or less.

Luminescence mechanisms

Luminescent properties of silicon carbide nanostructures have been subject to both theoretical and experimental studies for more then 20 years. In the early stages, the origin of the observed light emission was not clearly identified. Depending on the fabrication conditions and sample treatment it was possible to obtain PL widely ranging all over the ultraviolet and visible spectrum. The main mechanisms for the observed PL signals in below and above bandgap spectral regions have been generalized to radiative recombinations via localized (surface/defect) states and due to quantum size effects, respectively.

Localized energy states

For bulk semiconductors, the break of the crystal lattice on the boundary is at the origin of new surface-localized electron energy levels within the energy bandgap. Similar localized energy levels can be introduced onto the surface or in the volume by the extrinsic impurities or defects.

As expected, first results on the nanostructured porous SiC obtained by electrochemical etching with the luminescence below the bandgap was discussed as related to localized energy states [26,[30][31][32][33].

Studies performed by Matsumoto et al. [30] note shift of the PL peak in the higher energies and 100-fold enhancement of the intensity in comparison with the bulk material.

However peak wavelength was around 460 nm , i.e. below the bangap of crystalline 6H-SiC.

With increasing porosity PL intensity became stronger and decay rate slower, suggesting dominant role of the surface in the observed PL. In this way, the emission was due to the recombination of photogenerated charge carriers in the crystalline core which are transferred to the surface where they recombined via surface states.

Furthermore, in the work of Konstantinov et al. [31] it has been shown that PL of porous SiC demonstrates a clear independence of the band-gap energy of a particular SiC polytype and applied photoexcitation. The proposed origin of the PL is believed to be related to surface defect centres or the carbon-rich phase on the SiC surface produced by the HF attack. Additional surface modification confirmed this hypothesis, when thermal oxidation at 700 o C in the oxygen atmosphere completely quenched PL, and was partially recovered by HF etching of the oxidized layer.

Some additional surface related PL mechanisms in nanostructured SiC include radiative recombination via surface C-H bonds [33], defect states at the interface between SiC and SiO 2 matrix [34]. In case of colloidal suspension of SiC NCs, luminescence peak at 510nm is attributed to the H + and OH -dissociated from water and attached to Si dimers on the modified (001) Si-terminated portion of the SiC [35].

It is worth noting that extrinsic surface-localized chemical complexes or molecules can not be necessarily characterized by the electronic transition with energies below the bandgap. In this case, the electronic gap is obtained as the difference between the lowest unoccupied molecular orbital (LUMO) and the highest occupied molecular orbital (HOMO) eigenvalues, manifesting photon emission with both under and above bandgap gap energies.

Such surface-related optical response is significantly enhanced in nanostructures due to above-mentioned increase of surface area to volume ratio. This in turn can complicate the assignment of the luminescence to the quantum size effects or the surface-localized chemical complexes.

Alternatively to mechanisms of PL via surface states, the recombination via impurity levels have been proposed in the luminescence of porous 6H-SiC. The work of Botsoa et al. [36] illustrates this hypothesis. The PL experiments were done on the porous and bulk 6H-SiC of n-type. The bulk materials contained donor nitrogen impurities partially compensated by aluminum. The PL of bulk material under vacuum and at low temperatures mostly reflected electronic transitions between donors-acceptors (N-Al) centred at 2.65eV. At room temperature, the N-Al donor-acceptor peak is quenched due to the ionization of the N donor by thermalization. The results of PL measurement on porous 6H-SiC also show presence of the peak around 2.65eV at low temperature. Thus, authors have attributed the origin of PL to the same mechanisms as to in bulk materials i.e. to electronic transitions via impurity levels of donors and acceptors. To explain increased signal in porous material, additionally to the role of the increased surface to volume ratio, authors described idea of spatial confinement [37]. In this term, the spatial limitation of the NC volume in which radiative recombination takes place can lead to the increase of quantum efficiency of the luminescence process.

For 3C-SiC nanorods synthesized via catalyst-assisted pyrolysis of a polymeric precursor intensive sharp PL at 3.3 eV is observed [38]. After structural characterization, the authors attributed the emission to threefold stacking faults, which structurally resemble 6H-SiC nano-layers of 1.5 nm embedded in a 3C-SiC matrix.

Quantum confinement energy levels

Before the demonstration of the experimental manifestations of quantum confinement effects in SiC nanostructures, one should remind main concepts of quantum mechanics in confined systems.

In general, the confined systems are systems where particles (generally electrons and holes) are localized in one or several dimensions: quantum well (1D localization), quantum wire (2D) and quantum dot (3D). The effects of quantum confinement are present when dimensions become comparable to the de Broglie wavelength of the charge carriers. In these confined systems, energy of electronic states increase with confinement. There is also Coulomb interaction between electron and hole forming quasi-particle called "exciton".

Significant shift is observed when Bohr radius of the exciton r ex (the sum of Bohr radius of electron r e , and Bohr radius of hole r h ) and NC radius (R) are comparable.

Three regimes can be defined as the function of these values: 
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,where m * : effective mass of the particle (supposed to be the same in all directions) d x ,d y ,d z : size of the quantum box in the X,Y and Z directions n x ,n y ,n z : quantum numbers in the corresponding directions

In the NCs of semiconductors, the quantum confinement effects lead to drastic increase of band-gap in comparison to bulk material. Further, the increased overlap of wave functions of the electrons and holes increase the probability of radiative recombinations. From the Heisenberg uncertainty principle ( 2

h ≥ ∆ ∆ p x
), spatial localization of the particle leads to higher uncertainty in momentum of the particle. In this way, indirect electronic transitions become more probable.

There are several theoretical studies of bandgap values in the SiC nanostructures. The dependence of the bandgap in the porous 6H-SiC as the function of size was determined for quantum dots (QDs), quantum wires and quantum wells [40]. The correct values of the energies for electrons and holes are obtained from Shrodinger's equation for one, two or three dimensions. These values are added to the value of bandgap of bulk material in order to obtain transition energy thus effective value for bandgap in the NCs. The results of this evaluation can be seen in Figure 1.15. One can clearly see that particles with sizes lower than 3 nm present drastic change of bandgap, while this effect is lower for particles of sizes from 4 to 7 nm.

Figure 1.15:

Transition energy versus structure size in porous 6H-SiC [40].

Taking into account Coulomb interaction between electron and hole, the solution of Shrodinger's equation for the particle in spherical potential well according the model of Brus [41], is as following:
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,where: as the function of the radius of 3C-SiC NCs [42]. The bandgap increases when the size of NPs decreases, and this increase is evident when size is under 4 nm. The existence of the stable excitonic states has been shown at the ambient temperature due to strong coupling in electronhole pair. In contrast, in the bulk materials, the excitons are observed only at the low temperatures.

Figure 1.16:

Exciton band gap as a function of dot radius for 3C-SiC QDs [42].

Another theoretical work has been performed for SiC NPs with diameters between 1 and 3 nm [43]. This ab-initio computational study has been done using density functional theory in the approximation of gradients of Perdrew, Burke and Emzerholf. The 3C-SiC core was considered for every dot, however six different surface geometries are investigated: three different terminations (C, Si, or Si-rich), and two different surface structures, i.e., ideally terminated or reconstructed (100) facets (with dimer formation). In the case of dots large enough to accommodate more complex reconstructions (i.e., with radius larger than 1.1 nm), authors also considered a (3×1)-like reconstruction of (100) facets. Figure 1.17: Single-particle electronic gap of SiC QDs as a function of size for different surface structures [43].

Similar theoretical approach was used by Peng et al. [44], to study band-gap variation of spherical SiC nanoclusters with dimensions up to 2 nm from bulk 2H, 3C, and 4H polytype crystals. As can be seen in Figure 1.18, for clusters larger than 1 nm, the variation of the energy gap with size is a strong function of the polytype. In contrast, for smaller clusters (<1 nm), no distinct differences in the energy gap are observed among the polytypes. This critical size of 1 nm is correlated by authors with the number of bilayers and the stacking sequences within the clusters. [44].

Figure 1.18:

One of the first experimental indications on the quantum confinement effects in nanostructured SiC were demonstrated by Chor et al [40]. Authors observed appearance of the UV luminescence peak in emission spectrum of porous 6H-SiC obtained only at certain threshold anodization currents. It was assumed that at higher anodization current densities, small crystallites are formed in porous SiC, resulting in quantum confinement. However, it was also supposed that the luminescence can be associated with native SiO 2 layer of porous SiC.

Clear evidence of quantum confinement effects in 3C-SiC NPs was reported recently by Wu et al [27]. The measurements were performed on the colloidal suspensions of 3C-SiC.

The emission spectrum maximum of NCs in the suspension has been shifted from 440 nm to 560 nm when wavelength of the excitation increased. In the same time, as predicted by quantum confinement, the PL intensity shows dependence on the excitation wavelength. In other words, authors have found the correlation between a centric distribution of maximal PL intensity with the size distribution of the NCs.

In another studies [45,46] where radiative transitions between the impurity electronic states dominate.

Other fabrication methods, like chemical etching of microscale 3C-SiC grains [29] and laser ablation in reactive liquid [15], have also been efficiently used to fabricate ultra-small particles with PL related to the quantum-size effects.

Nonlinear phenomena

At least two main groups of nonlinear phenomena have been reported to be influenced by nanostructuration and thus dependent on the size of the material. Firstly, second-harmonic generation (SHG), physical process observed in materials with non-zero second-order nonlinear susceptibility. Secondly, physical processes of four-wave interaction, which is described in terms of third-order susceptibility.

Photoinduced SHG (PISHG) of SiC NCs (with sizes ranging from 10 to 30 nm) incorporated into a photopolymer matrix was investigated by Kityk et al. [48,49] in the thickness range of the nanometer, are involved at the particle surfaces, leading to a planar quantum confined structure at the border between the nano-SiC and the polymer matrix. Thus, the increase of the second order nonlinear susceptibilities comes from the large number of trapping levels created by large reconstructed surface of SiC particles, and also from the difference between the electronic structures involved at the particle boundaries. The size effects were investigated by comparing the EO response from large-sized NC (30 nm) and less extended ones (10 nm). A similar behavior was obtained and in this way indicated that the size confinement is not manifested in the EO responses. This is mainly due to the NC sizes higher than the exciton Bohr radius. Further, in order to point out role of the host polymer and SiC NC interfaces, Boucle et al. [51] performed the comparison of the EO responses in different polymer host matrices (PMMA and PVK). As the result, effective EO parameters up to 26 pm/V were achieved in PMMA. In the later study Boucle et al. [52], also pointed out, that the presence of dangling bonds in the carbon-rich phases on the surface might lead to strong enhancement of the local hyperpolarizabilities in comparison with silicon rich particle surfaces. Thus, the role of surface reconstruction of SiC NCs is very important.

In another investigation Konorov et al. [53] have studied second-and third-harmonic generation in silicon carbide nanopowders embedded in a PMMA film. The second-and third-harmonic yields are shown to display an anomalous, counterintuitive behaviour as functions of the SiC nanopowder content in a polymer film. Whereas harmonic generation in polymer films with a high content of SiC NCs was quenched by the absorption of agglomerating NPs, the influence of absorption was less detrimental in nanocomposite films with a lower SiC content, leading to the growth of the second-and third-harmonic yields.

Further, Konorov et al. [START_REF] Konorov | Diffuse optical harmonic generation in SiC nanopowder films: hunting scattered photons[END_REF] experimentally studied second-and third-harmonic generation in the regime of weak scattering, with the NPs diameter D, the elastic scattering length l, the radiation wavelength λ, and the film thickness L meeting the relations D<< λ <<l~ L. The strong wavelength dependence (Figure 1.19) of diffuse second-and third-harmonic generation observed under these conditions indicates a significant role of scattering effects in nonlinear optical interactions in nanopowder materials, which allows diffuse harmonic generation to be controlled by varying the ratio of the characteristic size of the NPs to the wavelength of the pump radiation. When the pump wavelength λ=1.35 µm, and D=50 nm, the elastic scattering length l =300 µm exceeds the film thickness (L=200 µm). However, for the pump wavelength reduced to λ=1.15µm, the elastic scattering length, estimated for this wavelength was l ∼150µm, thus, becomes less than the thickness of the nanopowder film. The authors claim that the role of scattering is thus to save pump photons for diffuse harmonic generation.

Figure 1.19:

The intensity of the second harmonic generated in a 200-µm-thick SiC nanopowder film by 100-fs OPA pulses as a function of the wavelength of the OPA radiation. The inset shows a typical spectrum of the second harmonic [START_REF] Konorov | Diffuse optical harmonic generation in SiC nanopowder films: hunting scattered photons[END_REF].

In the investigations of nonlinear refraction, Borshch et al. [START_REF] Borshch | Nonlinear refraction in nanocrystalline silicon carbide films[END_REF] used nanocrystalline SiC films obtained using a method of direct deposition of carbon and silicon ions with a mean energy of 90-100 eV at low substrate temperatures (900 to 1150 ° C). These structures show that the nonlinear response in SiC NC is much larger (by four orders of magnitude) than that in single-crystal SiC (the nonlinearity coefficient of the refractive index n 2 reaches 1.7 × 10 -5

esu and the corresponding real part of nonlinear susceptibility χ (3) was 3.5 × 10 -6 esu).

Obtained results are discussed in terms of nonlinear optical response enhancement in a nanocrystalline SiC film caused by the quantum confinement effect. In addition, since a nanocrystalline SiC film has a very developed interface surface between SiC NCs, a large number of defect surface centers, including shallow donors, appear; these are sources of conduction electrons. That is to say, when conduction electrons excited by laser radiation are involved in intraband transitions, their effective mass, mobility, and the type of scattering of the carriers change, leading to modification of nonlinear response of the material.

The abovementioned considerations and explanations do not provide however any unified information on the size-dependent nonlinear properties of nano-SiC, especially in quantum confinement regimes. The main limitations arise from still much larger than the Bohr radius NCs present in the samples and from significant role of SiC surface state in nonlinear response. The later one should not be underestimated since it can give drastic increase of nonlinear response even in centrosymmetric bulk materials where the secondorder susceptibility term χ (2) is close to zero. For example, in case of nanostructured silicon [START_REF] Nayfeh | Second harmonic generation in microcrystallite films of ultrasmall Si nanoparticles[END_REF][START_REF] Jiang | Second-harmonic generation from silicon nanocrystals embedded in SiO 2[END_REF][START_REF] He | Two-and Three-Photon Absorption and Frequency Upconverted Emission of Silicon Quantum Dots[END_REF], the earlier reported SHG and two-photon excited PL are mostly caused by the broken crystalline symmetry at interfaces and shape irregularities.

Contrary to the SiC, both theoretical and experimental evidence of the quantum confinement effects role (in strong and weak confinement regimes) on the third order nonlinearity have been reported for variety of materials. These studies can give indications on the expected size-dependent tendencies of nano-SiC. From one side it was predicted that increased nonlinearities can be observed with decreasing QD size [START_REF] Roussignol | Quantum Confinement Mediated Enhancement of Optical Kerr Effect in CdS(x)Se(1-x) Semiconductor Microcrystallites[END_REF][START_REF] Schmitt-Rink S | Theory of the linear and nonlinear optical properties of semiconductor microcrystallites[END_REF]. In this case infinite distribution redistributed in discrete energy transitions was discussed to be the main reason of the enhanced nonlinear properties. However, there are also reports showing that smaller dots have smaller χ (3) in case of CuBr [START_REF] Irimpan | Size-dependent enhancement of nonlinear optical properties in nanocolloids of ZnO[END_REF], ZnO [START_REF] Li | Size-dependent enhancement of nonlinear optical susceptibilities due to confined excitons in CuBr nanocrystals[END_REF], CdSe and CdTe [START_REF] Padilha | Frequency degenerate and nondegenerate twophoton absorption spectra of semiconductor quantum dots[END_REF]. These findings mostly based on two-photon absorption experiments, are explained by the decrease in the density of states with increasing quantum confinement that overcompensates the increasing oscillator strength of a single two-photon transition as the QD is reduced in size. Recently it has also been shown that for PbS QDs [START_REF] Padilha | Optimization of band structure and quantum-size-effect tuning for two-photon absorption enhancement in quantum dots[END_REF] increasing nonlinearity in comparison with bulk material can be observed for smaller QDs even after volume normalization. Obtained results are explained through a combination of strong quantum confinement and highly symmetric distribution of conduction and valence band states in PbS QDs that results in an accumulation of allowed two-photon transitions in narrow spectral regions.

The role of quantum confinement in second harmonic generation process was elucidated, for example by Winter et al [START_REF] Zielinski | The Second Order Nonlinear Susceptibility of Quantum Confined Semiconductors-A Single Dot Study[END_REF]. It was shown that under similar excitation conditions, the χ (2) of ~11.5 nm CdTe QDs can significantly exceed that of the corresponding bulk material. It was suggested that quantum confinement effects do play an important role in SHG and Hyper-Rayleigh scattering (noncoherent second-order nonlinear process). An intuitive physical explanation to this trend was brought by considering the two quantities affecting the nonlinear susceptibility. Firstly, under two photon resonant excitation of QDs, the density of states clearly increases with a higher excitation frequency, tending to increase the nonlinear susceptibility. However, a higher density of states also implies more rapid decoherence, which has the inverse effect on χ (2) . Thus, authors highlight that the trade-off between these two processes, which dictates the optimal excitation frequency, might be found for different materials.

Multidisciplinary applications

The great interest that SiC has gathered in latest years is due the possibility to combine in one single material good semiconducting and chemical properties, biocompatibility and sensing potentiality. SiC chemical inertness, wide bandgap, tribological properties and hemocompatibility make it a very promising candidate for biosensors, interface with biological tissues and lab-on-chip medical devices. Moreover, the possibility to realize nanostructures opens the possibility to assembly novel nanoscale devices and arrays by the bottom-up approach, and to enhance the sensing capabilities of the material thanks to the high surface/volume ratio. Low dimensional SiC may exhibit distinctive electronic, optical, thermal and chemical properties, as well as carrier quantum confinement. Many onedimensional structures have proven to exhibit better properties than the same material with bulk size, and this would permit to combine appropriate building blocks to obtain unique functions, or combinations of functions, in integrated nanosystems [START_REF] Attolini | Cubic SiC Nanowires: Growth, Characterization and Applications[END_REF].

Here, only few of the most notable applications of nano-SiC will be cited. Range of application and issues arising in case of SiC nanowires (NWs) were discussed recently by Zekentes et al [START_REF] Zekentes | SiC nanowires: material and devices[END_REF]. The study of mechanical, thermoelectric and hydrophobic properties of SiC NWs is limited and additional work is necessary towards their complete description, which is necessary for evaluating their potential for related applications. Moreover, there is a series of quality criteria with different weight factors for each application.

Nanowire field effect transistor. 

Reinforcement coating.

For other applications such as mechanical reinforcing these issues of mobility and residual doping are not so critical. Instead of high-quality-crystal production, a high growth method throughput and large length-to-diameter ratio are demanded. The first results related to the use of SiC NWs as reinforcing material are very promising showing a realistic industrial perspective especially for operation at high temperature and/or oxidizing environments [START_REF] Zhang Z.-Z | Investigation of the tribological properties of polyfluo wax/polyurethane composite coating filled with nano-SiC or nano-ZrO2[END_REF][START_REF] Kumar | Tribological Properties of Si 3 N 4 /SiC Nano-Nano Composite Ceramics[END_REF].

Field emitters. Nanostructures are offering intrinsic advantages for the fabrication of field emitters (FE). In general, for FE applications, a high aspect ratio is highly desirable to obtain a low threshold voltage for emission. In the case of NWs, this aspect ratio is considerably increased compared with bulk materials. Apart from the geometry of the material, another important parameter is the low electron affinity that permits the emission of electrons for lower applied electric fields and leads to higher emission current density. Moreover, the superior chemical and physical stability of SiC would result in a longer lifetime of the device by minimizing emission instabilities. SiC NWs were found to be very promising for FE applications, for example in field emission diodes (FED) and other nanoelectronic devices 

Figure 1.20: Scheme of an FED device with SiC-NW-based cathode, and field emission (phosphor screen) images recorded at increasing electric field: (

a) 2.3 V µm -1 , (b) 2.7 V µm -1 , (c) 3.0 V µm -1 , (d) 3.3 V µm -1 .
The size of the SiC-NW-based cathodes is 5 mm× 5 mm [START_REF] Choi Y.-J | Stable field emission performance of SiCnanowire-based cathodes[END_REF].

Photocatalysis. Large-scale SiC NWs coated with a trace of amorphous silicon oxide layer were synthesized by high-frequency induction heating of SiO powders [START_REF] Zhou | SiC nanowires: A photocatalytic nanomaterial[END_REF]. Typically, a single nanowire has an average core of 8-20 nm in diameter. The photocatalytic activity of the obtained SiC NWs was evaluated by the photocatalytic decomposition of gaseous acetaldehyde accompanied by the generation of CO 2 . The result shows that the SiC NW exhibits the characteristic of an excellent photocatalyst. Furthermore, it is found that the assynthesized amorphous SiO 2 coated SiC manifests higher photocatalytic activity than the bare SiC NWs, resulting from their stronger absorption of gaseous acetaldehyde and higher probability of trapping of an excited electron in the conductive band of SiC coated by SiO 2 while holes remain in the SiC valence band.

Bio-labelling.

Recently two groups have reported application of SiC QDs for cell imaging applications [START_REF] Li | 3C-SiC nanocrystals as fluorescent biological labels[END_REF]28]. Botsoa et al. [28], highlighted high penetration, accumulation, and However, authors left the question whether the QDs entered the nucleus or were just concentrated on the outside of the nucleus membrane. [28]. Rosenbloom et al. [74] have fabricated free-standing SiC nanoporous membranes obtained by electrochemical etching in both p-type and n-type material. Authors showed that these membranes permit the diffusion of proteins up to 29000 Daltons (1Da=1.660538921×10 -27 kg), while those of 45000 Da and higher were excluded.

heterogeneous

Figure 1.21: (a) White light microscopy images (100X magnification) of biological cells not having been exposed to QDs (left column) and having been exposed to QDs (right column). (b) Corresponding fluorescence photos (100X magnification) obtained under UV/violet excitation with the same accumulation times

Nanoporous filtration membranes.

The size range of proteins able to cross the membranes includes many important cell signalling molecules, which tend to be small. This suggests that the material may be suitable for biosensor and other applications where permeability of small molecules and small proteins and exclusion of larger molecules is desirable. [START_REF] Rosenbloom | Nanoporous SiC : A Candidate Semi-Permeable Material for Biomedical Applications[END_REF].

Figure 1.22: Comparison of albumin I 125labeled protein binding to porous n-and ptype SiC membranes versus the best commercially available low-adsorption polymer membrane. Error bars represent the standard deviation of 3 experiments using different samples of conventional, p-type or ntype membranes

It was confirmed that porous SiC has very low protein adsorption and comparable to

the best commercially available polymer nanoporous membrane. 

Cancer treatment. Novel implementation of 3C-SiC NPs has been reported recently by

Mognetti et al [START_REF] Mognetti | Preferential Killing of Cancer Cells Using Silicon Carbide Quantum Dots[END_REF]. The authors claim about the selective influence of SiC NPs on viability and proliferation on oral squamous carcinoma (AT-84 and HSC) and immortalized cell lines (S-G). More importantly, reported cytotoxicity was higher for cancer than for immortalized cells. Since one of the limitations of classical antineoplastic drugs is their lack of selectivity, these results open a new way in the search for antiproliferative drugs.

Conclusions

In this chapter, it was shown that although the properties of the bulk phase are certainly exciting, dealing with silicon carbide at the nanoscale offers novel perspectives. Described fabrication methods ensure silicon carbide nanostructures with various sizes, composition and corresponding physical properties. Especially, the optical properties were found to be very sensitive on the sample preparation. Despite the recent announcement of a clear evidences on quantum confinement effect in 3C-SiC nanocrystals, it remains challenging to precisely control optical emission in UV-visible with a narrow size distribution of nanoparticles. Many luminescence studies carried out were reported on the samples obtained by electrochemical etching of the bulk substrates. Observed below bandgap emission was mainly assigned to the localized impurities, defect and surface states present in the SiC nanostructures. What is more, the presence of carbon-rich phase and enriched SiC-environment interfaces should not be neglected when investigating the complex linear and nonlinear optical response of the elaborated structures.

There are still theoretical and experimental works to be conducted on nano-SiC to fully realize their potential for the manufacture of stable light emitters and for nonlinear optics, while biocompatibility and hydrophilicity of the bulk material make SiC nanostructures an ideal candidate for application in biology and medicine. 

Chapter 2

Materials and Methods

As it was shown in first chapter, different methods can be implemented to fabricate SiC nanostructures. Simple and efficient electrochemical etching and laser ablation techniques were chosen to be used during this work. In this chapter fabrication steps of the methods will be described in details. Further, to enhance initial optical properties of nano-SiC, planar and colloidal nanohybrids plasmonic nanostructures were produced by depicted procedures.

Finally, operation principles of the characterisation techniques, including structural and optical analyses will be discussed. The ultraporous layer was washed with de-ionized water, naturally dried in ambient air, and then scratched from the wafer. Mechanical dry grinding of the formed free nanoporous layer transformed it into a nanopowder state.

Fabrication of SiC nanostructures

Laser ablation

Main principle of laser ablation technique for fabrication of nanostructured materials was discussed in chapter 1. In our case, we used modified approach where NPs are directly synthesised in the solution.

Schematic view of the procedure can be seen in 

Fabrication of plasmonic nanostructures

Colloidal nanohybrids

Manufacturing steps involved in production of (Au@SiO 2 )-SiC nanohybrids (NHs) are sketched in 

Chemicals

Gold colloids of 20 nm and 150 nm in diameter were purchased from British BioCell International. Gold colloids of 60 nm in diameter were synthesized according to an already reported procedure [4]. To achieve this synthesis, gold tetrachlorohydrate (HAuCl 4 ) and trisodium citrate were provided by Sigma-Aldrich. Tetra ethyl orthosilicate (TEOS), 3aminopropyltrimethoxysilane (APTMS), sodium silicate solution (Na 2 (SiO 2 ) 3-5 , 27 wt% SiO 2 ), ethanol, tetrahydrofuran (THF) and ammonia solution (25-28%) were purchased from Sigma-Aldrich. N, N'-diisopropylcarbodiimide (DCi) and N-hydroxysuccinimide (NHS) were obtained from Fluka. Milli-Q water (18.2 MΩ) was used in all the preparations.

Synthesis of Au@SiO 2 particles

The synthesis of Au@SiO 2 nanoparticles was achieved by following reported procedures [5,6] with some modifications.

Synthesis of Au-20nm@SiO 2 nanoparticles.

A freshly prepared aqueous solution of APTMS (14.5 µL, 1 mM) was added into 5 mL of commercial 20 nm-gold colloids dispersion (7x10 11 particles/mL) under vigorous magnetic stirring. After 15 min, a 0.54 wt% sodium silicate solution (200 µL) was added to this dispersion which was stirred for an additional 24 h. At this step, gold nanoparticles with a thin silica shell (~ 2 nm) could be collected by centrifugation (960 g during 1 h). Then these nanoparticles were transferred into 6 mL of a 1:5 water:ethanol mixture, 125 µL of ammonia solution and TEOS were added. The volume of TEOS was set to 0.75 µL and 2.5 µL to obtain 10 nm and 25 nm silica thicknesses, respectively. This dispersion was allowed for reacting overnight under mild magnetic stirring.

The product was separated by centrifugation at 10600 g for 10 min, and finally dispersed in 5 mL of ethanol.

Synthesis of Au-60nm@SiO 2 nanoparticles. 60 nm gold colloids were first prepared by reduction of HAuCl 4 salt by trisodium citrate [4]. 50 mL of a 0.01wt% HAuCl 4 solution was heated to reflux. Then, 300 µL of a 1 wt% trisodium citrate solution was added. Solution turned to blue then to red-purple in 2 min. The reaction was continued during 30 min. The silica coating on Au-60 nm was achieved through a modified Stöber process [6]. 5 mL of ethanol, 125 µL of ammonia solution and TEOS were added to 1 mL of gold colloids dispersion in water (2.3x10 10 nanoparticles/mL). The volume of TEOS was set to 2.5 µL to obtain a 30 nm silica thickness. This dispersion was allowed for reacting overnight under mild magnetic stirring. The product was separated by centrifugation at 10600g for 10 min, and finally dispersed in 5 mL of ethanol.

Synthesis of Au-150nm@SiO 2 nanoparticles. The preparation of Au-150nm@SiO 2 nanoparticles is same as the synthesis of Au-60nm@SiO 2 . Here, 1 µL of TEOS was added to the mixture of 5 mL of ethanol and 1 mL of gold colloids dispersion (1.7x10 9 nanoparticles/mL) to obtain 15 nm silica thickness.

Surface functionalization of Au@SiO 2 particles

Au@SiO 2 nanoparticles were functionalized with APTMS using a reported method [7].

Various amounts of a 1 mM APTMS solution in ethanol were added to Au@SiO 2 nanoparticles dispersion depending on their diameter. After stirring overnight, the solution was refluxed at 80°C for 2 additional hours. The APTMS-functionalized Au@SiO 2 particles were purified by washing several times with ethanol. The surface density of amino groups was determined by Brillant Coomassie Blue titration.

Preparation of (Au@SiO 2 )SiC NHs

SiC NPs were prepared by above-mentioned electrochemical etching method. The obtained SiC nanopowder was dispersed in water and then centrifuged at 4900 g for 3 min in order to sediment large crystallites at the bottom of the centrifugation tube and to collect the useful top part of the suspension. These nanoparticles are highly stable in water. At last, the concentration of SiC dispersion was set to 1 g L -1 . Three different methods were used to immobilize SiC NPs onto Au@SiO 2 particles (Figure 2.4):

Physical adsorption: 200 µL of SiC NPs solution in water (1 g L -1 ) was mixed with 200 µL of a Au@SiO 2 particles solution (containing 1.4×10 11 particles) in water. The mixture was sonicated during 10 min, and centrifugated at 6800 rpm during 3 min. Then, the supernatant, which contained the SiC NPs that were not adsorbed on Au@SiO 2 particles, was eliminated and the precipitate was dispersed in water for characterization.

Electrostatic bonding: 200 µL of SiC NPs solution in water (1 g L -1 ) was mixed with 200 µL of a Au@SiO 2 -NH 2 particles, solution (containing 1.4×10 11 particles) in water. The mixture was sonicated during 10 min, and centrifuged at 6800 rpm during 3 min. Then, the supernatant, which contained the SiC NPs that were not electrostatically bonded onto amino groups, was eliminated and the precipitate was dispersed in water for characterization.

Covalent bonding: the NHs were prepared modifying the reported method [8]. NHS and DCi (molar ratio of NHS/DCi = 1:2.5) were added to 3 µL of SiC NPs solution (1 g L -1 ) and 200 µL of Au@SiO 2 -NH 2 particles (containing 1.4×10 11 particles) in dry tetrahydrofuran. The mixture was refluxed at 60°C in dry tetrahydrofuran for 4 hours. NHs were purified by centrifugation and washed three times with ethanol. Finally, the precipitate was dispersed in a 1:1 water/ethanol mixture for characterization.

Characterization methods

During sample preparation discussed in previous sections, it was essential to identify interconnection between the framework of the nanostructures and its influence on the optical properties, in order to optimize the preparation in a controllable way. Different observation techniques were used to measure structural parameters, including transmission electronic microscopy (TEM), scanning electron microscopy (SEM) and atomic force microscopy (AFM). This section also describes complementary absorption and luminescence spectroscopy measurements used during the thesis. While luminescence deals with electronic transitions from excited to the ground states, absorption reveals details about transitions from the ground to the excited states. Together with nonlinear optical characterization techniques these measurements allowed deep investigation of nano-SiC properties. AFM is suitable to any surface, including the insulating surfaces. The AFM also offers the possibility to browse the surface without touching it (non-contact method), or by intermittent contact (tapping mode), to limit the possible damage of a fragile samples. AFM images were acquired by commercially available Digital 3100 (DI 3100) apparatus.

Structural analysis

Atomic-force microscopy

Electron microscopy

In When the electron beam passes through the sample, a very large proportion of electrons is transmitted directly, this provides an interpretable image of the specimen.

Unlike the TEM, where electrons of the high voltage beam carry the image of the sample, the electron beam of the scanning electron microscope (SEM) carry only part of it.

The SEM produces images by probing the specimen with a focused electron beam that is scanned across a rectangular area of the specimen. The general principle of SEM operation is illustrated in 

Dynamic/electrophoretic light scattering

The colloidal dispersion of the nanostructures was investigated by means of dynamic light scattering (DLS) technique in order to measure size distribution. Additionally, dispersed in the solution nanostructures acquire a surface charge, either by ionization of surface groups, or adsorption of charged species. In present studies, electrophoretic light scattering (ELS) was utilized in zeta-potential measurements to gain information of this surface charge.

The zeta potential is the electrostatic potential at the particle slipping plane, which is the outer boundary of electrical double layer within which all ions diffuse with the particle , where f(ka) is the Henry function which describes the retardation of the mobility arising from the presence of the ionic atmosphere (equal to 1 or 1.5 in Huckel or Smoluchowski limit, respectively).

We can also finally define zeta-potential taking into account (2.1) and (2.2) as: 
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In DLS, all of the information regarding the motion or diffusion of the particles in the solution is embodied within the measured correlation curve. For monodisperse samples, consisting of a single particle size group, the correlation curve can be fit to a single exponential form as given in the following expression, where (B) is the baseline, (A) is the amplitude or intercept of the correlation function, and (D) is the diffusion coefficient:
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The exponential fitting expression can be expanded to account for polydispersity or peak broadening effects, as shown below:
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The scattering vector (q) and diffusion coefficient are defined by the following expressions, where (n) is the solvent refractive index, (λ ο ) is the vacuum wavelength of the laser, (θ) is the scattering angle, and R H is the hydrodynamic radius: One of the possible drawback for measuring small particle distribution by DLS method is based on the fact that the large particles scatter much more light than small particles (the intensity of scattering of a particle is proportional to the sixth power of its diameter (Rayleigh's approximation)), thus calculated size distribution can be mistakenly dominated by small amount of aggregates or larger particles.

Both DLS and ELS measurements were performed by Zetasizer Nano ZS apparatus (Malvern, UK). Schematic operational principle is described in Figure 2.8. A laser with emission wavelength λ=633 nm is used to provide a light source to illuminate the sample particles within a cell. Depending on the size distribution or zeta potential measurement, scattered light is registered by either avalanche photodiode detector in 13 degree (forwardscattering) or in 172 degree (back-scattering) geometry, respectively. The intensity of the scattered light must be within a specific range for the detector to successfully measure it. If too much light is detected then the detector will become overloaded. To overcome this, an "attenuator" is used to reduce the intensity of the laser and hence reduce the intensity of the scattering. The scattering intensity signal from the detector is passed to a correlator. This correlator information is then passed to a computer, where the size or zeta-potential information is derived.

2.3.2.

Optical analysis

Absorption spectroscopy

Electromagnetic radiation due to its interaction with a sample is absorbed. The intensity of absorbed energy as a function of frequency or wavelength is represented by the absorption spectrum. Absorption spectroscopy is used as a tool to determine the presence and/or quantity of a particular substance in a sample. In general, infrared spectroscopy (IR/FTIR) allows identification and study of chemical species by absorption of specific energies (wavenumbers, wavelengths). Ultraviolet-visible (UV-Vis) spectroscopy is used for the visualisation of electronic transitions in the sample.

Uv-Visible spectroscopy

The instruments used in UV-Vis spectroscopy (spectrophotometers) detect the intensity of light passing through a sample "I", and compare to the intensity of the light before passing the sample, "I 0 ". The ratio "I / I 0 " is usually given in percent transmittance (% T). The absorbance (A) is connected to the transmittance according to the equation:

A =-log (%T/100%) (2.9)
This value is also used in quantitative way to determine concentration of an absorbing species, using the Beer-Lambert law: sphere RTC-060 (Labsphere, USA) with Spectralon covering coupled to the monochromatordetector system, and Xenon lamp was used as the excitation source.

A = α c L (2.

Fourier-transform infrared spectroscopy

A common laboratory instrument that uses this technique is Fourier transform infrared (FTIR) spectrometers. They are able to cover wide range of electromagnetic spectrum divided into three regions: the near-infrared (0.8-2.5 µm wavelength), mid-infrared (2.5-25 µm) and farinfrared (25-1000 µm).

The infrared spectrum of a sample is recorded by passing a beam of infrared light through the sample. Examination of the transmitted or reflected light reveals how much energy was absorbed at each frequency (or wavelength). Alternatively to the wavelength scanning using a monochromator, the whole wavelength range is measured at once using a

Michelson interferometer with a mobile mirror prior to the sample. The collected signal corresponds then to an interferogram. Digital processing of the interferogram by Fourier transform followed gives then a transmittance spectrum, which may be converted to absorbance using a dedicated procedure. The term Fourier transform infrared spectroscopy originates from the need to convert the raw data into the actual spectrum by Fourier transformation. Analysis of the position, shape and intensity of peaks in this spectrum reveals details about the molecular structure of the sample.

The FITR measurements were performed by Nicolet NEXUS-470 (Thermo Scientific) spectrometer or Vertex 80 (Bruker Optics) apparatus.

Photoluminescence spectroscopy

The photoluminescence spectroscopy is used to investigate a backward electronic transition from the excited to ground states of the sample. There are many types of luminescence distinguished by the different radiative channels. The radiative deactivation processes, however, are in competition with non-radiative recombination process limiting total quantum yield of photoluminescence. The quantum yield of photo-excited luminescence is defined as [10]:

QY= (number of photons emitted)/(number of photons absorbed) (2.11) , nevertheless, in practice we detect only very small and/or unknown fraction of the emitted and absorbed light:

QY= [α*(number of photons emitted)]/[β*(number of photons absorbed)] (2.12) 
,where α and β are constants related to the fraction of emitted light entering the light collection optics of the detection system and the intensity of the excitation source at the excitation wavelength, respectively.

As it can be seen it is not trivial task to calculate precisely the number of emitted and absorbed photons by the sample. Thus, two approaches can be adopted to determine the unknowns in the equation (2.12): comparative and absolute. First method relies on the fact that the α and β constants should be quantitatively the same for different sample solutions compared under identical conditions of excitation. In the simplest case, the absorption and luminescence signal of the reference solution with known quantum yield is measured and compared with the sample to be analyzed. With the absolute method one measures directly the values of the numerator and denominator in equation (2.12) by the use of an "integrating sphere". Firstly, the number of photons absorbed by the sample is determined as the difference between the integrated area (number of photons) at the excitation wavelength reaching the detector for the sample and the reference. Secondly, the integrated area under the corrected luminescence spectrum of the sample represents the number of photons emitted. In this way, constants related to the detection (α and β) in equation (2.12) are equal and cancel out. available on this microscope are summarized in Figure 2.12.

One-photon excitation fluorescence microscopy

Two-photon excitation microscopy

Two-photon excitation microscopy is the variant of multiphoton fluorescence microscopy and uses pulsed long-wavelength light to excite the specimen being observed. The absorbed energy from two photons, which arrive simultaneously, excites an electron into a higher energy state, from which it can decay. It differs from traditional fluorescence microscopy in which the excitation wavelength is shorter than the emission wavelength, as the summed energies of two long-wavelength exciting photons will produce an emission wavelength shorter than the excitation wavelength. In case of second-harmonic generation microscopy detected light is exactly half the wavelength of the light entering the material.

Multiphoton fluorescence microscopy has similarities to confocal laser scanning microscopy.

Both use focused laser beams scanned in a raster pattern to generate images, and both have an optical sectioning effect.

The nonlinear images were acquired using two systems. In a first configuration, a Spectra Physics Mai Tai DeepSee femtosecond oscillator (87 MHz repetition rate) combined to an upfront 2-photon microscope Zeiss 710 NLO. A prism compressor pre-compensating for the pulse group velocity dispersion accumulated through the microscope optics was used to ensure that the pulse duration at the focal plane (~100 fs) was preserved throughout the spectral tunability range of the laser source (700-1000 nm). The latter was focused by a water immersion objective (numerical aperture 1.0) and scanned over an area of 500 x 500 µm with a pixel dwell time of 25.4 µs without further averaging. The detection central wavelength and spectral range could be freely varied with 3 nm resolution.

In the second configuration, the same laser was coupled to Nikon A1R-MultiPhoton inverted microscope. Four independent non-descanned detectors acquire in parallel the epicollected signal spectrally filtered by four tailored pairs of dichroic mirrors and interference filters, corresponding to 395 (+/-5.5), 485 (+/-10), 531 (+/-20), and 607 (+/-35) nm.

Conclusions

In this chapter, two different approaches for nano-SiC fabrication have been described.

Firstly, SiC nanopowder can be obtained by simple and inexpensive electrochemical etching method. However, this procedure involves extremely toxic and corrosive electrolytes based on hydrofluoric (HF) acids. Moreover, a lot of NPs are lost during the anodization process and numerous rinsing steps of the electrochemically prepared layers contaminated with HF residuals. Thus, direct and clean laser ablation can be used to produce colloidal suspensions of luminescent SiC QDs in water.

For the plasmon enhancement of nano-SiC optical properties, two plasmonic nanostructures fabrication process were described. Planar metallic nanostructures allowed clarification of plasmon-SiC interactions by precisely controllable fabrication steps.

Afterwards, colloidal nanohybrids were elaborated to reproduce plasmon-enhancement in much smaller and complex structures.

All of the fabrication steps and physico-chemical properties were correlated by described characterization techniques.

Chapter 3 Initial Physico-Chemical Properties of SiC Nanostructures

Variety of nano-SiC physical properties can be engineered as a function of size, surface structure, and composition. As it was mentioned in first chapter, slight changes in surface termination can drastically alter optical behaviour of nano-SiC. Size tuning, on the other hand, allow controllable appearance of the quantum-confinement effects. Further, interaction with the surrounding media can be important factor of nano-SiC implementation in novel devices with targeted properties.

The starting point of this chapter is a detailed description of physical and chemical properties of SiC nanostructures obtained by electrochemical etching and laser ablation methods. Secondly, special attention will be paid to the size dependent properties, which come into view after filtration and centrifugation procedures. Finally, local field effects on nano-SiC optical properties will be discussed. In particular, the role of dielectric environment and surface charges will be aimed for designing nanostructures with specific optical properties. It worth noting that as it was recently discussed [2], determination of a polytype from XRD spectrum is not straightforward in many cases. Thus, it should be a subject to additional investigation. those on the profiles of porous 6H-SiC nanostructures, observed previously [3]. It means that the concentration of the surface groups due to larger specific surface area of the former is much higher.

Structural analysis

Chemical Composition

3.2.3.

Fourier-transform infrared spectroscopy

Nano-SiC obtained by electrochemical etching

The infrared spectra were recorded in the 400-4000 cm -1 range with resolution of 4 cm -1 .

Transmission mode in ambient conditions was applied for samples pelletized with KBr.

Diffuse reflectance FTIR spectra were recorded in ambient conditions using ground samples deposited as a thin layer on a stainless-steel support. In this case, the spectrum of the support was used as a measurement background. 
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Size dependent properties

As it was shown in Chapter 1, physical and chemical properties of NPs are significantly dependent on their size, shape and size distribution. Thus, the implementation of effective particle separation methods should be conducted for fundamental studies as well as for applications of NPs. Herein, two approaches for the separation of SiC NPs in liquids will be discussed.

Size segregation by filtration

Recently it was reported by Serdiuk et al. [5] an interesting size tuning method of luminescent silicon NPs. Basically, macro-porous free-standing silicon membranes were successfully used to separate particles only few nanometres in size. Scheme of similar filtering set-up used in this work can be seen in Typical PL spectra (λ ex =343 nm) of original colloidal suspension (at high and low concentration) and filtered via two Si membranes with different pore dimensions can be seen in Figure 3.12. Initial NPs suspension at high concentration demonstrates double-feature PL peak centred around 490 nm. Previously [6], similar structure of PL spectrum was attributed to the presence of large and small NPs in the suspension. Firstly, short-wavelength (~400-470 nm) feature with corresponding transition energies higher than the bandgap of bulk 3C-SiC substrate stems from the quantum confinement effect. Secondly, intense long-wavelength shoulder (~480-550 nm) may be related to the band-band transition in medium-sized bulk-like NPs with spatial confinement of charge carriers (NPs size D>5-10 nm). Finally, intense emission in far under band gap spectral region is due to the localized energy states in the largest NPs (D>20 nm), as profoundly discussed in Chapter 1.

It is also worth noting, that excitation wavelengths play an important role on the visualization of PL signal from small and large NPs. Wu et al. [6] reported observation of excitation wavelength-dependent PL peak position of SiC NPs. When excitation wavelength was shorter than 350 nm, the PL spectra only showed a blue band at a fixed peak location.

When the excitation wavelength was increased to 350 nm, an additional green band started to emerge as a shoulder. Although colloidal suspensions are different from discussed, the general tendencies remain. Thus, excitation laser at λ ex =343 nm was chosen to be able to excite both small and large SiC NPs, and to maximize visualization of filtration effect. For clarity of the discussion, PL spectra were fitted by two Gaussians centred at 445 and 535 nm representing radiative transition in the small and large NPs, respectively. After filtration of SiC NPs through porous-Si layers one can observe changed ratio between these components leading to the blue-shift of PL peak (related only to the smallest NPs). The double-Gaussian fitting may be argued since it is somehow artificial and corresponds to transition in ensemble of NPs with possibly different by nature radiative channels; however, it appears to be reasonable enough for clear and simple interpretation of the observed filtration effect on the PL spectra. Despite the estimated value for the smallest pore size to be around 20 nm, efficient separation of small NPs (<5 nm) from NPs ensemble present in initial colloidal suspension is observed. As it was mentioned before, this above-threshold separation can be governed by auto-filtering of accumulated SiC NPs in porous layer.

Role of inner-filter effect should be considered for interpretation of observed spectral changes, as elucidated in Figure 3.12. Mainly, this effect is observed at high concentrations of absorbing NPs when reabsorption of light occurs. Reasonable spectral changes can be observed for very broad size distribution of SiC NPs with electronic transitions covering wide spectral range (400-700 nm). In this case, light emitted by small NPs at λ=400-470 nm is reabsorbed by large particles emitting at 500-700 nm. As the result, ratio between Gaussian components is altered and PL spectra are mistakenly attributed to the dominant presence of large NPs. Filtration via porous membranes naturally leads to the decreased concentration of SiC NPs in final suspension when compared to initial one. Thus, in order to clarify role of filtration and dilution, concentration of non-filtered suspension was further decreased. PL peak position remained unchanged at 470-480 nm, and could not be shifted up to 450 nm as for filtered samples. As the consequence, observed spectral changes of filtered suspensions can not be exclusively attributed to either filtration or dilution effects.

Size segregation by centrifugation

Second method used to segregate SiC NPs was by mean of centrifugation. As it was highlighted by Zheng et al. [7] spatial separation of small and large particles is a result of interplay between the electrostatic repulsion forces (f R ) and the short-range van der Waals attraction forces (f A ). As mentioned before, dissociation of the carboxylic (Si-COOH) and/or silanol (Si-OH) acid groups on the surface of SiC NPs leads to the appearance of negative electric charges, resulting in electrostatic interparticle repulsion, thus stabilizing the particles.

Furthermore, the colloidal stability of NPs is known to decrease with increasing particle size.

This effect has been explained to arise from the increased interparticle van der Waals forces since f A L (large NPs) > f A S (small NPs) [7]. As the consequence, during centrifugation, increased rate of the interparticle interactions leads to much efficient precipitation for NPs with f A > f R .

Figure 3.13: Images of initially collected supernatant and precipitated SiC NPs (T0, B0), and after centrifugation (T1-B1,T2-B2,T5,T10).

Gradient centrifugation was implemented to gradually separate the biggest NPs from the initial highly concentrated SiC NPs suspension. In sample labelling, symbols "T" and "B", correspond to supernatant (top) and precipitate (bottom), respectively. The digits stand for acceleration (in thousands of "g") used during centrifugation to obtain the suspension. At the beginning, highly concentrated ethanol dispersion of SiC NPs was left for one week to collect first supernatant (T0) and naturally precipitated (B0) NPs. Afterwards, suspension T0 (2mL) was centrifuged at 1000 g for 15 min. Collected top part (T1) (1.8mL) was divided on two equal portions (2x0.9mL): to be used for characterization and for the next centrifugation with increased acceleration. The latter one was diluted to obtain once again 2mL of suspension.

All samples with precipitated NPs (B0, B1, B2) were three times re-dispersed and centrifuged to wash out small quantities of supernatant. After centrifugation at 5000 g no precipitation was observed. In Figure 3.13, photos of suspensions and derivation scheme is presented. The decreasing optical density and corresponding colour (from dark brown to light yellow) for samples T1, T2, T5, T10 (T20 not shown) is due to the mentioned dilution. The precipitated NPs form opaque colloidal suspension with high degree of light scattering, while whitish colour indicates low light absorption in visible range.

Structural and chemical analysis

Single drops of last supernatant (T20) and precipitated dispersions were deposited on the carbon covered copper grid for TEM investigations. Typical TEM images of the corresponding samples can be seen in Furthermore, large amount of oxygen and carbon can be bounded in form of carbon or graphite oxide. In the same time previously discussed carboxylic acid groups (COOH) can be present on the surfaces of both SiC and carbon nanostructures. In the latter case, surface density of these groups can be considerably higher (i.e. larger surface charge) ensuring stability against centrifugation, while heavier SiC in the same size range precipitates (Figure

3.14a,c).
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Figure

3.15: General TEM image of the dried supernatant suspension (T20).

The most probable reasons lying in the formation of these carbon nanostructures are related to the polycrystallinity of the initial SiC bulk substrate. Depending on the orientation of the crystallites relatively to the electric current, regions with different levels of silicon atoms preferential removal consisting with either carbon or silicon carbide structures are created. Moreover, similar carbon nanostructures were obtained by the electrochemical exfoliation of graphite electrode in highly ionic liquids [9]. Authors discuss several formation steps, which can be adopted for electrochemical etching of SiC substrate in HF electrolyte:

(1) Anodic oxidation of water produced hydroxyl and oxygen radicals. anode:

+ - + - + ⋅ →  + ⋅ →  H O H OH O H e e 2
The hydroxylation or oxidation of SiC by these radicals results in the formation of nanocrystals. The corrosion process occurs initially at edge sites, grain boundaries, or defect sites.

(2) The oxidation of the edge planes opens up the edge sheets, facilitating intercalation by the anionic F -, which leads to the depolarization and expansion of the SiC.

(3) Oxidative cleavage of the expanded carbon sheets generates nanoribbons.

Finally, post-etching mechanical grinding of the dried porous layers leads to the additional structural changes. TEM images of supernatant suspensions are in good agreement with previously discussed FTIR spectra of the initially prepared nanopowder (Figure 3.8) evidencing graphite formation (sp 2 carbon), since a peak at 1624 cm -1 arising from a conjugated C=C stretching vibration can be observed [10].

In summary, after electrochemical etching of SiC substrate, obtained nanopowder contains high amount of carbon based structures. During natural or centrifugation-induced precipitation of dispersed nanopowder in solvents large amount of SiC nanostructures is segregated from carbon-based materials found in the supernatant. Nevertheless, small-sized SiC NPs still remain in the supernatant manifesting by the relatively small amount of silicon atoms (<0.5%) evidenced from elemental analysis. It is possible, that in initial nanopowder both SiC and carbon phases form a single nanostructures, which during centrifugation are spatially separated in a liquid due to different densities and thus are affected by different values of centrifugal forces.

UV-Visible spectroscopy

Series of supernatant and precipitated suspensions were diluted for further investigation by UV-Vis spectroscopy. Extinction and absorption spectra of T0, T1, T2, T5, B0 can be seen in Extinction spectrum of the initial suspension (T0) presents a shoulder around ~ 400 nm which turns into plateau at ~350nm and then monotonically increase at shorter wavelengths. Initial precipitates are manifesting in monotonic increase of extinction with no significant spectral features. When extinction spectra are compared with corresponding absorption spectra (Figure 3.16 a,b) one can remark slight differences. From one side, rising continuum at shorter wavelengths is not present in absorption spectra. This discrepancy is caused by a Rayleigh scattering which is proportional to the inverse fourth power of the wavelength (λ -4 ) manifesting in the extinction spectra (extinction=absorption + scattering).

Secondly, an intensity enhancement and a blue-shift of the absorption band are also observed after successive centrifugations. However its spectral positions for extinction and absorption spectra are shifted by almost 50 nm (~400 versus 350 nm, respectively). Observed spectral deviation can be understood in terms of resonance light scattering (RLS) observed in aggregates of absorbing species [11].

In general, two processes occur when light passes through a suspension of aggregates.

If the solvent itself is non absorbing, energy is removed from the incident light through absorption and scattering by the aggregates. The light scattering component is a consequence of differences in polarizability between the aggregates and the solvent. The incident electromagnetic wave induces an oscillating dipole in the assembly, which radiates light in all directions. The ratio of the rate of energy absorption from the incident beam to the intensity of the incident beam is called the absorption cross section, C abs . The ratio of the rate of energy scattering out of the incident beam (in all directions) to the intensity of the incident beam is called the scattering cross section, C sca . If the induced dipole can be considered ideal, which is usually a valid assumption if the size of the aggregate is small compared to the wavelength of the light in the solvent λ m , both cross sections are related to the polarizability of the aggregates in simple ways:

i m abs α k C = (3.1) ) α (α 6π k α 6π k C 2 i 2 r 4 m 2 4 m sca + = = (3.2)
, where k m is the wave vector of light in the solvent, k m = 2π/ λ m , and α r and α i are the real and imaginary parts of the polarizability of the aggregates. Absorption at a certain wavelength band by a suspension of aggregates can be understood as the result of a maximum in the imaginary part of the polarizability in that region of the spectrum. On the other hand, the absorbance A of a sample is proportional to the number of aggregates per unit volume (N/V).

The real and imaginary parts of α are related to each other, so that when α i is maximized in some wavelength range, α also behaves anomalously in this region, which also results in increased scattering. Under normal conditions this increased scattering is difficult or impossible to detect because of the increased absorption and the weakness of the enhanced scattering effect. However, when this effect is investigated for aggregates of chromophores, the enhanced RLS can be enormous. The absorption depends on the first power of the polarizability, which in turn depends linearly on the volume of the aggregate. Thus, a suspension with a fixed concentration of the aggregating component will exhibit no change in absorption as aggregation occurs, because the product of N/V and α i remains constant.

However, the amount of scattering depends on the square of the volume of the aggregate, and thus it increases as a consequence of aggregation; RLS is therefore extremely sensitive to even low concentrations of extended aggregates.

These considerations suggest a model, where gradient centrifugation induces deaggregation and/or fractioning of the absorbing elements leading to the vanishing of RLS in extinction spectra. In present case absorption maximum of the aggregated structures is situated in ~350 nm region and RLS manifests at near spectral region of ~400 nm in the extinction spectra. However theory of RLS in the simplest form is based on the assumption that absorption intensity and spectral features are not a function of aggregation state. It is somewhat opposite to the changes observed after centrifugations (Figure 3.16 b). Following reflections complement the understanding of the involved physical processes and clarify the possible origins of this absorption band and its increasing magnitude at higher centrifugations strengths.

i)

Large amount of oxygen from the elemental analysis points out the oxidized state of the observed nanostructures. Hence from TEM structural analysis one can state that they look like graphene/graphite oxide (GO) structures. It can be expected that oxidation produced a disruption of the graphene π network and opened a direct electronic band gap, and that the size of these gaps will increase with the degree of oxidation [9].

ii) The main absorbance peak attributed to π-π* transitions of C=C in as-synthesized GO occurs at around ~200 nm, which red shifts to ~260 nm upon reduction. A shoulder around 320nm observed for as-synthesized GO was attributed to nπ* transitions of C=O [15,17]. A higher graphitization degree induces a red-shift of the absorption resulting from the enhanced degree of π conjugation and the decreased band gaps [10].

The calculated energy gap of π-π* of C=C is shown in Figure 3.17 [12]. One can see that size variation of nanostructures leads to the transition energies covering UV-visible spectral range.

Figure 3.17: Energy gap of π-π* transitions calculated based on Density Functional Theory as a function of the number of fused aromatic rings (N).

The inset shows the structures of the graphene molecules used for calculation [12].

In current studies, the broad absorption spectra that extend up to 500-600 nm indicate the absence of a well-defined bandedge. Since the bandgap depends on the size, shape, fraction of the sp For example, PL spectra of the carbon NPs are generally broad and dependent on excitation wavelengths, which have been attributed to the size heterogeneity and distribution of different emissive sites on the carbon NPs [9]. Further in some reports, the difference in emission lights was attributed to the excessive growth of graphite nanodomains in carbon nanostructures, which led to the continuous red shifts of fluorescent emissions (even to no fluorescence) by much larger carbon components [10]. Previously discussed absorption bands were also correlated with observed PL due to the energy gap between the π and π* states which generally depends on the size of sp 2 clusters or conjugation length [12]. Thus, authors expected increase in the PL intensity without energy shift during the initial sample preparation due to the increased concentration of such sp 2 fragments. Furthermore, the subsequent PL quenching with larger structures may be the result of percolation among sp 2 carbon clusters, facilitating transport of excitons to nonradiative recombination sites. In case of the PL from carbon dots authors emphasized that it may be attributed to the presence of surface energy traps that become emissive upon stabilization as a result of the surface passivation. Additionally, a large surface-to-volume ratio in a particle is necessary in order to observe strong influence of surface passivation upon PL. There was experimental evidence supporting such a mechanistic argument. Larger carbon particles (30-50 nm in average diameter, for example) with the same surface passivation were found to be much less luminescent. Conversely, it might be expected that even higher PL quantum yields can be achieved in smaller carbon dots with the same or similar surface morphology and passivation [14]. Previously discussed filtration via porous membranes may favours segregation of large SiC-carbon and/or carbon clusters that supports model where large structures are responsible for spectral broadening of PL peak to IR region (see Figure 3.12).

PL quantum yield measurements

The luminescence quantum yields (QY) of the supernatant suspensions (T0, T1, T2) were measured against an ethanol solution of rhodamine 123 (QY=0.9 [16]) as presented in Figure 3. 19 it can be related to the enhanced absorption in UV region by higher concentration of small carbon clusters. As discussed before, they can carry higher QY due to localization of e-h pairs, resulting in overall increase of calculated QY. On the other hand, centrifugation leads to elimination of the biggest SiC NPs from the suspensions. QY of these particles is rather low (far below detection limit of the system) since resembles QY of bulk material (with indirect bandgap). In the consequence, precipitated NPs lower overall QY (before centrifugation).

Calculated values are around 20 times lower when compared to the reported QY for similar SiC NPs (17%) obtained by electrochemical etching of bulk substrates [17] and around 10 times lower than other carbon nanomaterials QY [9,[14][15]. In general, higher QY reported in the literature can be explained by different fabrication and treatment procedures involved. For example PL QY of the surface functionalized carbogenic QDs was about 3%, and virtually independent of the excitation wavelength in the 400-500 nm range [15].

Another investigations of surface passivated quantum-sized carbon dots at 400 nm excitation, communicate QY from about 4% to more than 10%, where the variation were probably dependent on the effectiveness of the reaction for surface passivation [14]. The exfoliated carbon NPs produced in water-poor ionic liquids had strong PL with a QY of 2.8-5.2%

(emission window extending from 400 to 600 nm) [9]. 

PL comparison of as-prepared dry and oxidized SiC nanopowder

To facilitate interpretation of PL signal in UV-blue spectral region carbon structures were eliminated by thermal annealing (at 400 °C in air for 1 h) of the as-prepared SiC nanopowder. Images of asprepared and annealed porous SiC layers can be seen in Figure 3.20. One can remark colour changes after thermal treatment.

Interestingly, similar colour differences can be observed in supernatant and sediment suspension after centrifugation.

First of all, the room temperature PL measurements on dry as-prepared and annealed nanopowders were performed and compared with the PL signal from bulk polycrystalline 3C-SiC wafer. The corresponding PL spectra are shown in Figure 3.21.

The dashed vertical line represents the energy gap of the bulk material (Eg). In comparison to the PL signal of the bulk polycrystalline wafer, the PL intensity of the as-prepared SiC nanopowder is more than 1000 times higher and the spectral position of its PL peak is slightly shifted toward lower energies.

Nevertheless, the high-energy tail (>Eg) of the PL spectrum is well pronounced. After low temperature oxidation of the nanopowder, the PL peak maximum is considerably blueshifted and is situated above the Eg. Though the PL intensity of this peak is remarkably lower than the intensity of the as-prepared sample, it still remains much higher than the PL signal obtained from the bulk wafer. In general, much higher PL intensities of the nanopowder compared to the PL of the bulk substrate all over the spectral range can be explained by the spatial confinement of the photogenerated charge carriers inside the very small NPs. The high PL signal with energies <Eg can be associated with radiative recombination processes involving deep defect and/or surface states in the as-prepared nanopowder [18]. Especially radiative recombination via numerous localized energy states related to the huge specific surface of the SiC nanopowder may explain the increased integrated PL intensities compared to the very poor PL signal detected from the initial bulk substrate [18]. In addition, PL from bulk polycrystalline substrate is quenched especially due to nonradiative states corresponding to the grain boundaries, which are suppressed in the nanopowder. Oxidation induced passivation of the radiative surface states leads to their elimination from the energy band gap and, consequently, to almost complete extinction of the PL signal with energies <Eg, as it can be seen in No changes in the PL spectrum were detected (not shown). Thus, one can conclude that the PL signal is provided by radiative recombination of the charge carriers inside the SiC core. An interesting PL spectral particularity, which is not connected to the discussion on carbon species presence, can be observed in the 300-350 nm wavelength range. Small peaks centred at 322 nm (3.85 eV) can be observed for all three laser ablation powers. Since the spectral position of these peaks is very similar to the PL spectrum of 6H-SiC NPs obtained by electrochemical etching [19], one can speculate that a very small amount of the formed SiC NPs described in this work were transformed during the laser ablation treatment from cubic crystalline structure (3C) of the initial bulk substrate to hexagonal structure (6H, for example). A similar effect was already observed during laser ablation of Ti in liquid environment [20]. The main physical reasons for such a laser-induced structural transformation of the NPs are: (i) huge energy coming from the ablating laser and (ii) enhanced elasticity of the smallest SiC NPs for such a structural re-organization. However, since hexagonal structural ordering is more complicated in comparison with cubic one, only a small amount of the 6H-SiC NPs can be created in such a way.

PL comparison of SiC NPs obtained by electrochemical etching and laser ablation

Nonlinear optical properties

Nonlinear optical properties of T0 and B1 suspensions were experimentally investigated by It should be noted, however, that there are also number of theoretical and experimental studies reporting on nonlinear optical properties of carbon-based materials like HHG in carbon nanotubes and graphite/graphene films [21][22][23][24][25]. Especially, the presented nonlinear properties have been attributed to the structural properties since nonlinear phenomena related to the second-order nonlinear susceptibility are not allowed in centrosymmetric crystals. In view of a diversity of carbon nanostructures observed in supernatant (see Figure 3.15), featuring different symmetry ruptures at the scale of the single objects with broad size distribution, one can expect high nonlinear response. Nevertheless, SHG in the suspensions are likely to be SiC-related due to higher bulk nonlinear response of SiC.

Remarkably, no TPPL (λ=434, 531, 607 nm) signal can be detected for B1 suspension.

Physical reasons of such low TPPL signal in comparison with T0 sample is related to the fact that TPPL is a two step process composed of nonlinear two-photon absorption and radiative recombination of the created e-h pairs. In the latter case as it was shown previously, PL QY of precipitated SiC NPs is rather low, and after centrifugation relative amount of carbon nanomaterials with high QY has increased.

Model of nanostructured SiC size-dependent properties

To summarize observed results concluding interpretation based on the following statements and assumptions should be described in details.

Near-field interactions between carbon and SiC electronic structures were confirmed by centrifugation-induced blue-shifted and enhanced absorption band of supernatants (Figure

3.16).

Depending on the size of carbon and SiC nanostructures these interactions manifest in various changes all over spectral range. For example, for large carbon and/or SiC NPs red-IR changes are evident by: i) Filtration-induced blue-shift of PL (Figure 3.12).

ii) PL comparison of annealed in oxygen ambient and dry SiC nanopowder (Figure

3.21).

There are several indications on the optical properties congruence in UV-blue spectral region with presence of small NPs: Proposed scheme is divided onto three region arbitrary corresponding to three characteristic size ranges. For the largest NPs (region 3), absorbed energy (upward arrow) is converted to eh pair (not localized) where the probability of radiative recombination is low, however they can recombine more efficiently when trapped at localized energy states caused by carbon nanomaterials (downward arrow). For the medium-sized NPs (region 2), spatial confinement is possible, and band-to-band transition of bulk SiC is observed. Additionally, recombination via surface states is enhanced due to increased surface to volume ratio. Finally, for the smallest NPs (region 1), quantum and spatial confinement effects lead to increased abovebandgap light emission. Since optical properties of carbon nanoclusters and SiC NPs in this size range can be extremely sensitive to slight size and shape deviations it is worth to assume that both can behave as absorbing and luminescent sites.

Although proposed scheme is somehow simplified, it is in a perfect agreement with the numerous experimental results. Thus, model of interacting carbon and SiC NPs will be applied for future discussions on the observed optical properties. Importance of the surface interactions should not be neglected. For instance, pure SiC NPs as can be seen from PL spectrum of oxidized SiC nanopowder (Figure 3.21) demonstrate low efficient luminescence with maximum at 470 nm. When carbon nanomaterials are introduced into system of SiC NPs, PL peak is red-shifted with increased intensity (compare with dry initial SiC nanopowder). These spectral changes can be related to purely additive role of carbon materials, i.e. they only add increased PL signal all over the spectrum. On the other hand they can enhance radiative emission by introducing additional localized energy states. Similar use of carbon nano-variations were reported for enhanced light emission in ZnO/carbon nanostructures [29]. Carbon-based molecules can also play a role of surface passivating agents, as it is in the case of organically capped Si NCs [30].

Local field dependent optical properties

It is now becoming clear that carbon-SiC interaction plays an important role in the optical properties of SiC NPs. The control of optical features via manipulation with electronic wavefunctions is also promising. Firstly, the inherited surface charges during dissolution in polar liquids and external local fields associated change both electron and hole localization in NPs. Secondly, the dielectric environment leads to altered internal fields manifesting in additional dielectric electron-hole confinement and changed binding energies of excitons and localized energy states. Although these approaches are based on similar local field effects, their combined contribution can show rich phenomena, which manifest differently depending on the studied nanostructures. In this section, both aspects of dielectric confinement and local fields induced by external charges will be discussed in details.

Environmental effect

In order to investigate the role of surrounding media with different dielectric constant, the same quantity of nanostructured SiC powder was dispersed in three different solvents: dichloromethane (ε static =9.1), ethanol (ε static =24), and water (ε static =80). The approximate concentration of NPs in the suspensions was 0.05 mg/mL. Figure 3.25a shows absolute PL spectra of the SiC NPs dispersed in these solvents. No spectral changes can be observed in PL spectra for different solvents. This behaviour is in agreement with the results reported by Fan et al. [26], but in contrast to those reported by Beke et al. [27] where solvent polarity rise results in a PL emission red shift. On the other hand, opposite dielectric effect was reported for porous Si nanostructures in which a blue-shift of the PL was observed when the samples were wetted by a solvent with high dielectric constants [31] or embedded in a polymer [32].

Considering a hydrogenoid impurity model, Timoshenko et al. [33] showed that in the case of mesoporous Si layers, the increased effective dielectric constant of the medium (solvent+NPs) leads to an important ionization energy decrease in the donor-and acceptor-like energy states inside the energy band gap. ∆=( 1)-( 3) ∆=( 2)-( 3) As discussed before, most of the localized energy states manifesting in above bandgap PL signal are localized in large NPs. Thus, one could expect that the role of dielectric environment on PL will be pronounced in large NPs. In order to optically "activate" these large NPs in comparison to small ones, concentration of NPs in suspension was increased. In this case, under same excitation condition (λ=244 nm) large NPs signal rise up over small NPs one due to discussed concentration/inner filter effect. As the results, PL spectra for concentrated (~1mg/mL) SiC NPs suspensions with variable dielectric constant can be seen in Figure 3.25b. In particular, the higher the dielectric constant is, the thinner and, therefore, more blueshifted the corresponding PL peak is. Indeed, the full widths at half maximum of the PL peaks for dichloromethane, ethanol, and water are equal to 1.16, 1, and 0.8 eV, respectively. Especially, a much more important influence of the solvent nature on the belowgap PL intensities with energies <Eg is clearly visible. To facilitate interpretation of this broadening, PL spectrum of SiC NPs in water was subtracted from corresponding spectra obtained for ethanol and dichloromethane. Apparently, increased density of states at around 600-650 nm is responsible for the spectral changes. The observed effect as well as diversity of those reported in literature can be explained as follows [34]. Two different systems of large (with PL energies < E g ) and small NPs (PL energies >E g ) should be considered in the interpretation as illustrated in Figure 3.26. Due to the dielectric mismatch, the confined carriers (top row, i.e small NPs) induce polarization charges on the NPs surface. Depending on the dielectric constant of the environment, two cases can be considered. Firstly, when the NP is embedded in a medium of low dielectric constant the sign of the induced charges is the opposite of that of the source charges (ε NP <ε media ). This means that the self-interaction between the source and induced charges is slightly attractive and the dielectric charge confinement is high. Conversely, the electron-hole Coulomb polarization interaction is less repulsive and exciton binding energy is higher.
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Secondly, when the NP is embedded in a medium of high dielectric constant the selfinteraction between the source and induced charges is highly attractive and the dielectric charge confinement is low. Conversely, the electron-hole Coulomb polarization interaction is more repulsive and exciton binding energy is lower. While these two contributions tend to compensate (probable reason of PL independence on dielectric constant in [26] and Figure 3.25a), sometimes the cancelation is not exact. Depending on the system under investigation,
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E with increasing dielectric constant of the environment the self-interaction (possibly as in [27])

or electron-hole polarization interaction term prevails, leading to red-shift (as illustrated in Quantitative study giving information on the NP surface charges was performed by measurements of Z-potential. First of all, the measured negative value of the Z-potential (-29.8 mV) of NPs in the suspensions without surfactants is in perfect agreement with the TPD-MS and FTIR measurements presented in part 3.2. Adding anionic SLS surfactant leads to a slight increase in the initial negative Z-potential value up to -34 mV. This reflects the enhancement of the negative charges on the NP surface. The Z-potential of the suspensions with CTMA surfactant presenting strong coagulation of the NPs was found to be positive (+48.3 mV).

The impact of surface charges on absorption and PL of the SiC NPs in aqueous solutions is reported in Figure 3.29. First, one can remark that the absorption and PL spectra of the NPs in water differ considerably from the corresponding spectra obtained in water+CTMA suspensions. This difference is especially pronounced for the spectral range >450 nm. In particular, the absorption and PL signals were found to be systematically higher in the water+CTMA suspensions. A redshift (about 25 nm) of the PL peak position corresponding to the NPs dispersed in water+CTMA suspensions can also be observed. To clarify the impact of the electrical charges, more detailed variation of surface charge was performed. Toward this end, small amounts of CTMA surfactant were added to the suspension. Surface charges of the NPs were controlled by zeta-potential measurements.

Increasing dependence of zeta-potential versus amount of the added surfactant can be seen in short wavelengths region (λ=244 nm) also decrease. As it was discussed before, origin of low-energy feature is related to the localized energy states, especially in the largest particles, when the charge transfer from the smallest ones may occur. On the other hand, high-energy PL is believed to be related to band-to-band transitions of quantumly confined charge carriers in very small NPs. Moreover, influence of 
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Conclusions

In the course of this chapter, main physico-chemical properties of SiC nanostructures obtained by electrochemical anodization and laser ablation methods were discussed. Both fabrication procedures allow formation of NPs with size sufficiently small to observe quantum-confinement effects. Additionally, described surface chemistry of the NPs can ensure, in future, their chemical functionalization for various multidisciplinary applications.

Size dependence of complex optical response from the elaborated nanostructures was verified after filtration and centrifugation techniques. It was also confirmed by structural and elemental analysis that electrochemical etching method allows supplementary creation of large amount of carbon-based nanostructures. These objects were reported in literature to be also optically active in UV-Visible region. Moreover, near-field interaction between carbon and SiC nanostructures were evidenced from PL and optical absorption studies. For example, oxidation-induced carbon removal allows visualization of the transitions between energy levels in the SiC NPs in which photo-generated charge carriers are quantumly confined.

The most importantly, the chemical environment influences strongly the electronic transitions in the carbon-SiC NPs. In particular, the solvent nature and the surface charges of the NPs have to be considered in terms of local field effects to understand the spectral features of the absorption and PL spectra. Observed dependencies were described by electron-hole wavefunction overlapping and redistribution of localized energy states in the band-gap.

Chapter 4 Plasmon-Enhanced Optical Properties of SiC Nanostructures

Recent progress in fabrication techniques of plasmon nanostructures has already boosted the rapid growth of plasmon enhanced fluorescence [1][2][3][4][5], high harmonic generation [6][7][8][9] and photovoltaic [10] research. Special interest has been devoted to the implementation of plasmonics in biology and medicine [11][12][13].

Original optical properties of SiC nanostructures allowed their various promising applications as light-emitting agents [14][15][16][17]. Unfortunately, despite their higher emission efficiency in comparison with bulk SiC materials, the overall brightness of SiC NPs is still very low compared to those of dyes and direct band gap emitters.

At the same time, SiC is known to have extremely interesting non-linear optical (NLO) properties [18][19][20][21][22][23]. Furthermore, the initial NLO properties of SiC nanostructures can be significantly enriched due to defects, crystalline symmetry and shape distortions as well as due to any broken symmetry at interfaces [24][25][26][27][28]. However, in comparison with commonly used non-linear crystals, the reported NLO characteristics of SiC nanostructures have to be enhanced.

This chapter focuses on the plasmon enhancement of both linear and nonlinear optical properties of SiC nanostructures obtained by electrochemical etching. Initially, the physics of localized surface plasmon in metallic NPs will be described. Further, the theory of plasmonic field enhancement will be linked with the observed experimental results.

Localized surface plasmons: general overview

Incident light can interact strongly with metal NPs by inducing coherent oscillations of free electrons, i.e. plasmons. On resonance, the strong polarizability of NP effectively converts the energy of incident electromagnetic wave into the particle. As the result, field is concentrated in the nanoscale volume both inside and outside (in near-field) the particle. Plasmonenhanced optical properties are attributed to this enhanced local field.

At the beginning of this section, localized surface plasmons will be considered for the small metallic NPs interacting with electromagnetic wave. The discussion will be based on quasistatic approximation, where the electric field is assumed to be practically constant over the volume. Further, additional consideration will be given for analysis of optical response in large NPs. Finally, more complex structures like near-field interacting particles yielding multi-featured resonance spectra will be discussed.

The three-dimensional electromagnetic simulations were used to solve Maxwell's equations by finite-difference time-domain (FDTD) method (Lumerical Solutions Inc., http://www.lumerical.com). In such a way far-field absorption and scattering spectra as well as near-field intensity enhancement were easily calculated. Dielectric data for bulk silver were taken from Palik [29] and parametrized using software in the corresponding spectral range.

Local plasmons in small particles

The plasmon resonance for a small spherical particle of radius r can be analyzed in the electrostatic limit where d<<λ λ λ λ, i.e. particles is much smaller than the wavelength of incident light. In a dielectric environment with dielectric constant ε ε ε ε m , the applied electric field E 0 induces polarizability α α α α, defined via polarization p:

0 E p α ε ε 4 m 0 π = (4.1)
The dependence of polarizibility on the dielectric response of the sphere described by complex dielectric function ε ε ε ε(ω) is given by [30]:
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,where k is called the extinction coefficient.

As one can see from (4.2), the polarizability is resonantly amplified under Frohlich condition, where |ε ε ε ε+2ε ε ε ε m | is a minimum. The resonance condition simplifies to:

( ) [ ] m -2ε ω ε Re = (4.4) 
This relationship expresses the strong dependence of the resonance frequency on the dielectric environment and dielectric function of metal itself. For the metal particle characterized by a free-electron gas (Drude model) resonance red-shifts as ε ε ε ε m (or n) is increased [31]. This redshift can be significant in visible spectral range as illustrated in The absorption and scattering cross sections (C abs , C sca ) can be given analytically [30]:

[ ]       + - = = m m abs kr k C ε ε ε ε π α 2 Im 4 Im 3 (4.5a) 2 6 4 2 4 2 3 8 6 m m sca r k k C ε ε ε ε π α π + - = = (4.5b)
, with k being the wavevector in the surrounding medium. It turns out that absorption efficiency scales with r 3 whereas scattering scales with r 6 . Consequently, for large particles, extinction is dominated by scattering whereas for small particles it is associated with absorption. 

Local plasmons in large particles

For larger particles, the spectral response is modified due to retardation effects and the excitation of higher-order (quadrupole and higher) modes. In the first case, redshift of dipole plasmon mode is observed with increased size since conduction electrons do not all move in phase anymore, leading to reduction of the depolarization field [31]. FDTD calculations have been used to investigate the role of silver NP's size embedded in water (n=1.33) on the resonance frequencies. Extinction spectra for particles in 30 to 200 nm size range are plotted in Figure 4.2. Fort he smallest particles, the spectrum reveals the presence of a dipole plasmon resonance at 420 nm. As the particle size increases, the dipole resonance progressively red shifts. For 90 nm Ag NPs, the dipole resonance is located at 490 nm, and a new band corresponding to the quadrupole mode appears in the spectrum at 400 nm. When the size of the particles is around 160 nm, the dipole and quadrupole resonances shift to 660 and 460 nm, respectively, and a new band corresponding to the octupole mode emerges in the spectrum at 400 nm. Further, this band gradually evolves into a distinct peak that also shifts to the red spectral range with the increase of the particle size (200 nm). The observation of these modes perfectly correlated with those reported for chemically synthesized Ag NPs [32].

Near-field coupling between particles

As it was shown, the localized plasmon resonance of single metallic particle can be varied in frequency by altering particle size and dielectric environment. Additional shifts are expected in NP ensembles where electromagnetic interaction between localized modes takes place. For small particles these interaction are essentially of a dipolar nature. However, when interparticles distance is very small the polarization induced by neighbouring particles can lead to more complex electron oscillations. Collective plasmon modes in interacting particles are also strongly dependent on the polarization of the incident excitation. (surface-to-surface) distance s=1 nm for both ii) longitudinal (red curve; inset i4); and iii) transverse (blue curve; inset i1) polarizations; iv) NP dimer with inter-particle distance s=3 nm for longitudinal light polarization (green curve; inset i3). Each in-plain mapping picture of the electric field enhancement was obtained for the wavelength of the corresponding extinction maximum. The observed strong electric field localization between the NPs for the cases i3 and i4 is due to suppression of scattering into the far-field via excitation of plasmon modes in particles along the chain axis, mediated by near-field coupling [30]. Depending on the exciting light polarization direction, this leads to a blue-shift of the plasmon resonance for the transverse light polarization, and to a red-shift for the longitudinal one, as it can been seen from the extinction spectra in Figure 4.3. Additionally in the latter case, the second multipole plasmon band becomes significantly pronounced. It reflects characteristics of the multipole polarization, as reported by the Mie theory. However, it should be noticed that the multipole effect in Mie theory takes place for metallic particles with sizes comparable to the light wavelength. In present case, the NP sizes are much smaller and hence the multipole effect is totally ensured by the induced polarization when the inter-particle distance is relatively small [33]. In the case of NP dimer with the distance s=3 nm, the effect of the near-field coupling is less pronounced since for closely spaced particles with s<<λ the near-field interactions scale with distance as s -3 . The observed spectral range was thus divided on two regions to emphasize nature of plasmon modes for each Ag NP configuration, i.e. as coupled dipole (red-shifted) and coupled multipole plasmon modes for the dimers with high degree of nearfield coupling, whereas the non-interacting particles support dominantly dipole plasmon modes.

It is important to note that classical electrodynamics fails to describe physical phenomena when metal NPs are closer than couple nanometres. In these conditions, additional considerations could be incorporated beyond standard FDTD. For example, in case of NPs dimer with separation smaller than 1 nm (as it was discussed recently [34]), a new plasmon mode is enabled when conductive overlap is established between the nanoparticles. This is the charge transfer plasmon [35] and involves conduction electrons flowing between the two NPs. The corresponding resonant frequency was observed to blue shift when increasing the overlap between the two NPs. The energy and width of the resonance depend sensitively on the touching profile, the aspect ratio of the composite particle and on the electronic structure of the individual NPs. What is more, the investigation of the electromagnetic field enhancements clearly shows that quantum mechanical effects can play a major role in decreasing the field enhancements in almost touching NP dimers when compared to the classical calculations.

Near-field coupling between interacting particles can be even more amplified by incorporating plasmonic structures in the environment with higher dielectric constant. As it was discussed above, it will cause redshift of the plasmon resonance with increased magnitude of the electric field around the particles. Consequently, increased inhomogeneity of the local fields leads to higher coupling even at relatively large interparticle distances. 

Plasmon enhancement of optical properties

Theoretical basis

In general, an optical probe in the near field of an excited metal NP will experience an enhanced local field E loc. (λ) = L(λ)E 0 (λ), where L(λ) is the wavelength-dependent field enhancement. It was shown in previous section that enhanced electromagnetic fields around NPs L(λ) is also a function of material, size and environment as well as the distance between the emitter and the metal surface.

Linear optical properties

In plasmon-enhanced fluorescence applications, metallic nanostructures can interact in several ways: by enhancing the optical intensity of incident light through near field enhancement, and by modifying the radiative and non-radiative decay rates of nearby luminescent fluorophores or quantum dots (QDs). In the latter case, both quantum yield (QY) and lifetime are affected.

Emission QY is defined as: QY= (number of emitted photons)/(number of absorbed photons) (

On the other hand it can be represented as ratio of radiative to total (radiative+nonradiative) decay rates:

QY= (K rad )/(K rad +K nonrad )=1/(1+K nonrad /K rad ) (4.7)

Taking into account these relationships, PL intensity or number of emitted photons can be rewritten as:

(number of emitted photons)= (number of absorbed photons)/(1+ K nonrad /K rad ) (4.8)

Due to the local-field enhancement, the PL intensity will increase by a factor PL η :

( ) ( ) ( ) . . . . . , em QY ex abs em ex PL λ η λ η λ λ η = (4.9)
Here, the first factor reflects increases in PL intensity due to enhanced absorption abs η , at the excitation wavelength λ ex , and the second factor is the enhancement in QY QY η ; this latter term describes the changes in the radiative and non-radiative decay dynamics at the emission wavelength λ em .

In many cases, excitation and emission wavelengths are different, thus spectral overlap control of plasmon resonance of metal nanostructures with the absorption and/or emission bands of the fluorophore might be one of the crucial factors. Furthermore, it has been shown that luminescence quantum efficiency enhancement associated to resonant coupling with plasmon modes is highly dependent on the nanostructure size. An optimal size is the trade-off between i) emitter-plasmon coupling, which is most efficient for small particles, and ii) outcoupling of plasmons into radiation, taking place mainly for large particles [36]. This closely relates to the fact that for small particles with sizes R<<λ (where λ is the radiation wavelength), the efficiency of absorption dominates over the scattering [30]. In this way, optimal size of the plasmonic nanostructures reflects the optimal ratio between their absorption and scattering abilities at the emission wavelengths. The importance of spectral overlap between absorption and emission bands of a luminescent agent and a plasmonic nanostructure has been emphasized by several groups [5,[37][38][39][40]. Plasmon-enhanced luminescence has been studied on a large variety of nanoscaled materials including colloidal nanohybrids [3,41], lithography fabricated nanostructures [2] and nanostructured silver films [11,40].

Nonlinear optical properties

Efficiency of most NLO phenomena is known to be greatly increased in presence of metallic nanostructures [6][7][8][9]42]. Very high electric field intensities in close vicinity to the photoexcited nanostructured metals are responsible for strong NLO effects at relatively low pump excitation powers. The observed local field enhancement originates from a combination of: a) the lightning-rod effect; and b) the localized surface plasmon resonances depending on excitation and emission energies [43]. For example, the strong local fields induced by both of these mechanisms can lead to an enhancement factor (η) of SHG which can be represented in the simplest form by the following functional dependence [44]:

(η SHG )~L 2 (λ)L(λ/2), ( 4.10) 
, where L(λ) and L(λ/2) are the local field factors at excitation (λ) and SH (λ/2) wavelengths, respectively. Taking into account two-photon absorption (TPA) rate proportional to Im(χ (3) )E 4 (λ), where χ (3) is the third-order susceptibility and E(λ) is the electric field amplitude, an excitation enhancement factor η TPA of two-photon excited photoluminescence (TPPL) can be similarly defined as [45]:

(η TPA )~L 2 (λ) (4.11)

Experimental results

Planar plasmonic substrates

In order to achieve a high PL enhancement, an approach based on the two following points 

R=0.1 R=1-3 R>5

Deposition time Precise tuning of the local plasmon resonance was carried out by adjusting the SiN Y dielectric constant (ε s ) which depends on the layer stoichiometry [47]. 

Linear optical properties

In order to realize a resonant coupling between the photoexcited SiC NPs and multi-polar localized plasmons, a sample with R=5 and t=5min Ag deposition time was chosen (Figure Since the mean distance between two adjacent Ag NPs is estimated to be about 20 nm, there is a large number of luminescent SiC NPs with dimensions of 2-5 nm localized between them. In order to estimate the local excitation field intensity enhancement as well as an effect of near-field plasmon coupling, 3D FDTD simulations were performed. Three-dimensional excitation field enhancement profiles (at wavelength λ= 457 nm) for randomly arranged silver NPs (D=36nm) with the surface coverage calculated on the basis of the AFM picture can be seen in In order to enhance PL of the SiC NPs deposited onto the nano-Ag/SiN X /glass substrate, the first condition related to their photo-excitation with the wavelength λ= 457 nm matching perfectly extinction spectral maximum has to be satisfied. Indeed, in this case, the absorption cross-sections of the NPs are considerably increased due to their near-field interaction with the localized plasmons. Since the local field intensity enhancement is strongly dependent on the precise NP location on the silver nanostructure, only an averaged value of the field enhancement can be considered. Ag NPs are also present in order to take into account its luminescent properties. Slight spectral and intensity PL difference between the SiNx and SiC NPs/SiNx samples reflects relatively small quantity of the deposited SiC NPs. The PL spectra of these samples mainly consist of well-known characteristic broad spectral red band [48] corresponding to the radiative transitions E C -> Si -between the conductive band bottom (E C ) of the SiNx matrix and Si -defect states of the Si NPs present in the SiN X layer. A small decrease of the red PL band can be observed for the nano-Ag/SiN X /glass substrate which is due to the absorption and far-field backscattering of the laser excitation by Ag NPs. A green characteristic PL band (emission wavelength λ~530 nm) of the dielectric SiN X layer related to the radiative transitions Si 0 ->N -between the Si NPs and the defect state N -of the SiNx film could also manifest as it was earlier reported [40]. However, this radiative channel is completely absent in the SiN X substrates as it can be seen in Figure 4.14. Thus, the PL enhancement in 500-600 nm spectral range detected for the nano-Ag/SiNx/glass substrate with deposited SiC NPs is rather due to PL of the NPs and not to the green PL band of the SiN X substrate. The mentioned spectral overlap corresponds to the emission enhancement caused by the plasmon-induced modification of the ratio between non-radiative and radiative rates and, consequently, to a general increase of the PL intensities. Taking into account that: (i) the emission enhancement is strongly dependent on the distance between the luminescent and the plasmonic NPs [36,38] and (ii) the Ag NPs are randomly distributed at the SiN X surface, one can deduce that not all the SiC NPs are located at optimal distances from plasmon-induced enhancement condition point of view. Nevertheless, a significant PL signal increase of the SiC NPs is stated in the measurements with about 8.9-fold integral enhancement (the ratio between the integral intensities from the green-red spectral range) averaged over 10 independent PL measurements performed in different places at the substrate surface.

Ag Ag

Nonlinear optical properties

To realize the plasmon-induced enhancement of NLO properties of the SiC NPs, plasmonic substrates shown in Despite the fact that the second-order susceptibility term χ (2) is close to zero for centrosymmetric bulk silicon crystals, the earlier reported SHG and TPPL [50][51][52] somewhat lower than estimated (220) numerically. This is related to the fact that during the drying of the colloidal suspension some part of the SiC NPs creates agglomerates extending in and/or out of the high field regions. Thus, the exact localization of SiC NPs is not a priori known. Moreover, when surface averaged SHG enhancement was estimated in the plane of the most probable localization of SiC NPs (4 nm above the dielectric layer), only 44-fold enhancement has been obtained. This is why, the calculated 220-fold surface averaged SHG enhancement gives an order of magnitude of the possible enhancement level and which is in quite good correlation with the obtained experimental results. In the case of TPPL, plasmon-induced enhancement is more complex, since the localized plasmons influence not only TPA but also the recombination rate of the radiative electronic transition. Non-constant TPPL spectral enhancement of SiC NPs with maximum 287-fold value recorded at λ=500 nm gives a direct indication on such mechanism. In the case of nano-Ag/SiN X complex (with maximum 228-fold enhancement value), the TPPL signal is ensured not only by plasmon enhanced Si NPs from the SiN X layer but also directly by Ag NPs. It is worth remarking that the TPPL enhancement of the SiC NPs follows scattering spectral efficiency of the plasmonic nano-Ag/SiNx substrate. Figure 4.15 illustrates a similar enhancement behaviour in the experiments with one-photon excited (at λ=457 nm) photoluminescence, reaching 15-fold enhancement. In both cases, the increased emission level is caused by wavelength-dependent scattering efficiency governing ability of the plasmonic nanostructure to outcouple the radiation into far-field [36,39]. It is worth emphasizing that the role of plasmon enhancement for TPPL is much more efficient in comparison with one-photon excited photoluminescence (287-fold versus 15-fold enhancement, respectively), due to the quadratic dependence of the non-linear absorption on the local field factors at these excitation wavelengths.

Conclusions

PL enhancement of the SiC NPs induced by their efficient near-field coupling with multipolar localized plasmons is experimentally demonstrated in this chapter. In order to understand and illustrate main physical mechanisms involved in a complex interaction between the localized plasmons and emitting SiC NPs three-dimensional FDTD simulations were performed to estimate absorption and scattering efficiencies of the used nano-Ag/SiN X /glass substrates. In particular, PL enhancement factors reaching a value of 15 are ensured by localization of the SiC NPs at the plasmon-induced high field regions as well as by a spectral overlap of multi-polar plasmon modes with absorption/excitation and emission bands of the NPs.

Moreover, a detailed experimental study of the plasmon-induced enhancement of nonlinear response in SiC NPs was presented. Despite a number of studies devoted to the clarification of the physical mechanisms involved in such phenomenon, none of them was explicitly addressed to the case of SiC NPs. In particular, SHG enhancement factor reaching 72-fold level is ensured by localization of the SiC NPs in the high field regions as well as by a spectral overlap of multi-polar plasmon modes with excitation and SH wavelengths. The developed nano-Ag/SiN X plasmonic substrates ensured also maximal 287-fold enhancement of TPPL of the SiC NPs, thus reflecting in general a significant plasmon-induced enhancement of their NLO properties.

Chapter 5

Bio-Imaging Applications and Perspectives

Silicon carbide nanostructures due to interesting physico-chemical properties have already found numerous applications as discussed in Chapter 1. This chapter will focus on a deeper analysis of SiC as fluorescent agent in cell biology.

At the present time, colour imaging and "multiplexing" (simultaneous detection of multiple signals) of bio-objects usually requires their labelling by various fluorescent molecules [1][2][3][4] or colloidal QDs [5][6][7][8]. In many cases, dye molecules demonstrate high emission QY, but their narrow excitation spectrum makes simultaneous excitation difficult, and their broad emission spectrum with a long tail at red wavelengths introduces spectral cross talk between different detection channels [5]. General drawback in fluorescent molecules of low photo-stability or photo-bleaching under intense excitation has been struggled by discovering green fluorescent protein (GFP) and its variants [3]. On the other hand, solid-state luminescent nanostructures provide tuneable and narrow emission in UVblue (ZnS, ZnSe, CdS), green-yellow (CdSe, CdTe) and red-IR (PbS, PbSe) spectral ranges [9][10][11][12][13][14]. Further, high QY, low photo-bleaching and high value of optical absorption making QDs an ideal probes for multicolour experiments where the whole group of probes is excitable at a single wavelength. It has been also demonstrated that colloidal QDs can have an orders of magnitude larger TPA cross section compared with conventional organic fluorophores [15]. This makes them suitable for in vivo deep-tissue imaging using two-photon excitation at low intensities. The main drawbacks of QDs are their intermittency (blinking) under continuous excitation [16], interaction with cell functioning and possible cytotoxicity due to chemical degradation [17,18]. As one can see, fluorescent dyes/proteins and QDs have their own advantages and drawbacks and they will complement their deficiencies in particular applications.

It should be made clear that not all QDs are alike. As mentioned before chemically inert, stable and biocompatible SiC NPs were successfully used in biological cell imaging [19,20]. It is also interesting that SiC NPs were found to easily label cells and especially nucleus without any additional surface functionalization. Nevertheless, surface of SiC NPs with natural presence of carboxylic acid groups can be easily modified when needed. In general, biochemical surface coverage (antibodies, enzymes, etc.) is used to precisely localize NPs in specific cell compartments. Likewise, only few works paid attention to the influence of surface charge or hydrophobicity of NPs on localization inside the cell and the nucleus [21]. It was recently reported on the selective intracellular targeting of SiC NPs by controlling their surface charges [22]. For the first time authors have experimentally shown that electrical charge of few nm agents play a critical role on their ability of self-penetration through the nuclear pore complex (NPC). Towards this end, grafting of amino groups on the SiC NPs surface was performed via the reaction of their surface carboxylic acid groups with ethylenediamine. The considered procedure did not significantly modified PL spectra of colloidal SiC NPs suspensions with -30, +4 and +100 mV zeta-potentials. These results are in SiC NPs have, however, few disadvantages preventing their use in more complex bioimaging applications. This includes low quantum yield (see Chapter 3) and very broad emission band (due to large size distribution), ranging from 400 to 800 nm, which makes multicolour imaging difficult. Low QY also influences concentration at which labelling effect is detectable. Botsoa et al. [23] have reported decrease of cell proliferation starting from 0.25 mg/ml SiC NPs concentration. In this case, even if SiC NPs are chemically nontoxic, their high concentration in the cell nucleus alters cell proliferation. Therefore, to compete with usual fluorophores, the PL of SiC NPs has to be enhanced from intensity and spectral bandwidth points of view.

In the first section of this chapter it will be shown how significant luminescence enhancement of fibroblast cells labelled with the SiC NPs can be obtained by localization on the nano-Ag/SiN X /glass plasmonic substrates. In this way, low PL QY as the main problem of SiC NPs can be overcame. In case of conventional fluorescence dyes used in bio-imaging under near-field interaction with localized plasmons, greatly improved emission intensity, shortened life-time, and extended photostability [24][25][26] have been already demonstrated.

Moreover, intrinsic fluorescence enhancement of several fluorescent proteins was also discussed [27,28].

Further, fluorescent-plasmonic nanohybrids (NHs) were fabricated for advanced bio-imaging applications. The last section is devoted to the demonstration and characterization of elaborated hybrid structures. These NHs consist of a gold core overcoated with a silica shell, followed by the addition of SiC NPs onto the surface. In theory, this architecture allows precise tuning of NP-metal interactions by control of the core size (and potentially shape and composition) and the thickness of the dielectric spacer. The first one, allows spectral match between excitation/absorption and/or emission bands to the plasmon modes. Secondly, variable silica shell thickness ensures control of PL quenching and enhancement. Similar nanostructures were fabricated by other groups to enhance PL of organic dyes [29] or inorganic QDs [30]. The originality of the approach discussed in last section lies in the combination of only chemically inert materials (silica, SiC) in order to elaborate in perspectives a potential 'all-biocompatible' nanoprobe.

Plasmonic nanostructures for enhanced cell imaging

To illustrate application of the nano-Ag/SiN X /glass substrates for plasmon-enhanced Different mechanisms can be responsible for the observed fluorescence enhancement of the cells. Firstly, as discussed above for the SiC NPs, the localized plasmons appearing in the Ag NPs leads to an increase of excitation/absorption and photostimulated auto-emission of the cell membranes due to their close proximity to the Ag NPs. A similar effect of the plasmon induced fluorescence enhancement of dye-labelled cell membranes was previously reported [24]. As it is highlighted by the authors, the fluorescence enhancement can be only observable when the plasmons are localized in very close vicinity to the cell membrane.

Moreover, the cell membrane thickness is estimated to be around a few nanometres, which 

Colloidal nanohybrids: towards bright biocompatible light emitters

Colloidal (Au@SiO 2 )SiC nanohybrids were fabricated by the procedure described in Chapter 2. This method allows a good control of the size and morphology of silica shell larger than 10 nm depending on the amount of TEOS, solvent and basic reagent. At the moment, synthesis of homogenous silica shell smaller than 10 nm can not be well conducted. The size distribution of Au@SiO2 particles was controlled using SEM. Smaller gold colloids (core diameter D=20 nm) were all spherical (Figure 5.5a,b,c) with monodisperse size distribution, while bigger colloids (D=60 and 150 nm) had more heterogeneous shapes (Figure 5.5d,e).

Several long colloids were observed when gold diameter was 60 nm (Figure 5.5d), while long and triangular shapes were observed when gold diameter was 150 nm (Figure 5.5e).

This is due to the particularities of the formation steps which consist in the gold nuclei growth, dissolution of smaller particles and then redeposition of the dissolved species on larger particles. For bigger NPs, dissolution is negligible compared to aggregation, allowing the development of different shapes. However, whatever was the shape of gold colloids (spherical or non-spherical), silica shell growth with different thicknesses always followed well the shape of gold colloids as can be observed in An example of preliminary PL studies of the SiC NPs attached by electrostatic and covalent bonding on the surface of Au-20nm@SiO 2 -25 NPs can be seen in Figure 5.8. The excitation was chosen to be at 488 nm for several reasons. Firstly, as it was shown in Chapter 3, small particles with quantum confinement effects are luminescent around 450 nm. In this case, neither excitation/absorption nor emission spectral match with plasmon mode at 520 nm can be obtained. Secondly, for larger NPs with emission wavelengths >500 nm dipole plasmon mode can ensure PL enhancement. Moreover, when the excitation will be closer to the plasmon mode one can expect also absorption enhancement. PL spectra in Figure 5.8 exhibit intense Raman peaks around 570-580 nm, due to the solvent (ethanol/water). The broad band at lower intensity and located between 500 and 750 nm corresponds to the PL signal of SiC NPs and NHs when excited at 488 nm. For the electrostatic bonding (Figure 5.8a), a neglectable increase was obtained and the shape of emission spectra was unchanged while a strong enhancement and a blue-shift of the spectrum was observed for covalent bonding (Figure 5.8b). The weak enhancement obtained for electrostatic bonding can be attributed to the unstable immobilization of SiC NPs as shown on TEM image (Figure 5.6b).

In the case of the spectral reshaping observed in Figure 5.8b, the blue-shift can be due to strong surface chemistry modification of SiC NPs when they are covalently bonded to silica.

As previously described in Chapter 3, chemical environment has a high influence on SiC NPs optical properties. To verify this explanation, a reference sample involving silica particles without a gold core were prepared. SiC NPs were immobilized covalently with the same procedure as the one used for NHs. The PL spectrum of this SiO 2 -SiC sample was compared to the one of SiC reference sample with the same SiC concentration (Figure 5.9). The first remark is that the fluorescence intensity of SiC NPs reference sample is quite the same as the fluorescence intensity of SiO 2 -SiC reference sample, which proves that silica does not induce fluorescence enhancement. Secondly, the emission spectrum of SiO 2 -SiC has a weak band at 525 nm, which can be attributed to the surface modification of SiC NPs when they are covalently linked to silica. 

Conclusions

In this chapter, SiC NPs were shown to be promising material in bio-imaging applications. In order to increase PL intensity of SiC NPs localized in fibroblast cells, the latter one were deposited directly on the nano-Ag/SiN X /glass plasmonic substrates. The calculated PL enhancement was found to be around 8. To avoid future silver-induced cytotoxicity, a solid-state dielectric or a molecular spacer can be easily used as a barrier between the metallic NPs and biological cells.

As a perspective, it was also demonstrated that SiC NPs can be immobilized on the surface of elaborated Au@SiO 2 NHs with controlled silica thickness and core size. It was important to note that optical properties of immobilized SiC NPs can be strongly affected due to various mechanisms. In addition to plasmon enhancement, chemical bonding can alter electronic transitions of SiC NPs by means similar to those discussed in Chapter 3. Finally, at high concentration of SiC NPS on the surface of NHs, interparticle effects can take place. The preliminary results indicate on the applicability of NHs as versatile and "all-biocompatible" nanoprobes in life sciences.

General Conclusions

As part of this thesis, two different approaches for nano-SiC fabrication have been described.

Firstly, SiC nanopowder was obtained by simple and inexpensive electrochemical etching method. However, this procedure involves extremely toxic and corrosive electrolytes based on hydrofluoric (HF) acids. Thus, direct and clean laser ablation method was additionally used to produce colloidal suspensions of luminescent SiC NPs in water.

Size dependence of complex optical response from the elaborated nanostructures has been investigated after filtration and centrifugation techniques. It was confirmed by structural and elemental analysis that electrochemical etching method allows supplementary formation of a large amount of carbon-based nanostructures. These objects were reported in literature to be also optically active in UV-Visible region. After preparation, both components (carbon and SiC) may form complex structures with strong near-field interaction evidenced by PL and optical absorption studies. For example, oxidation-induced carbon removal allowed visualization of the transitions between energy levels in the SiC NPs in which photogenerated charge carriers are quantumly confined.

The most importantly, chemical environment strongly influenced the electronic transitions in the carbon-SiC NPs. In particular, the solvent nature and the surface charges of In perspective, there is a whole field of action and research on the application of SiC NPs for biological cell labeling. These NPs can be bio-chemically functionalized for targeting the specific cell components. In order to increase PL intensity of SiC NPs localized in fibroblast cells, the latter ones have been deposited directly on the nano-Ag/SiN X /glass plasmonic substrates. To avoid future silver-induced cytotoxicity, a solid-state dielectric or a molecular spacer can be easily used as a barrier between the metallic NPs and biological cells.

As a perspective, it was also demonstrated that SiC NPs can be immobilized on the surface of elaborated Au@SiO 2 nanohybrids with controlled silica thickness and core size.

The preliminary results indicate on the applicability of the nanohybrids as versatile and "allbiocompatible" nanoprobes in life sciences. Le carbure de silicium (SiC) nanosturturé est considéré aujourd'hui comme une bonne alternative aux matériaux traditionnels pour diverses applications multidisciplinaires. Dans cette thèse, des nanostructures de SiC ont été élaborées par gravure électrochimique et par ablation laser. La première partie de cette thèse décrit et explique la dépendance en taille des propriétés optiques ainsi que l'importance des effets de champ local sur les transitions électroniques photo-induites des nanostructures de SiC. Dans la seconde partie, il est démontré une amplification d'un facteur 15 de l'intensité de photoluminescence des nanoparticules de SiC par leurs interactions en champ proche avec les plasmons multipolaires localisées. En outre, un facteur 287 et un facteur 72, induits par le couplage plasmonique, sont obtenus respectivement pour les signaux de luminescence à deux photons et de génération de seconde harmonique. Les principaux mécanismes physiques responsables des effets observés ont été décrits par des simulations de type différences finies dans le domaine temporel en trois dimensions. Enfin, l'effet de couplage de nanoparticules de SiC luminescentes à des nanostructures plasmoniques en structures planes est utilisé pour améliorer le marquage de cellules biologiques. Une perspective est ouverte sur la réalisation et les premières caractérisations de suspension colloïdales de nanohybrides plasmonique (Au@SiO 2 )SiC. 
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1 Silicon

 1 Nanostructuring of silicon carbide (SiC) is not an exception. Bulk SiC is a wide band gap IV-IV semiconductor with interesting and well-known physical properties. The SiC nanostructures have received recently considerable attention because of their potential applications in the stable emitting blue or ultraviolet light. According to the theory of quantum and spatial confinements, reduction in size of the SiC to values comparable to the Bohr radius of the exciton should lead to a strong enhancement of linear and nonlinear optical properties.The first objective of this thesis is to fabricate SiC nanostructures and to study their optical properties. Particular attention is paid to the size-and local-field dependent properties and related effects. Although the original optical properties of SiC nanostructures have been discussed in literature, the overall brightness of SiC nanoparticles (NPs) is lower when compared to commonly used dyes and other semiconductor NPs. What is more, in comparison with conventional non-linear crystals, the reported nonlinear optical characteristics of the SiC nanostructures have to be enhanced. To overcome such limitations the second part of this thesis focuses on controlling plasmon-enhanced optical properties.In plasmonics, a simple principle of electromagnetic field confinement (i.e. enhancement) in the dimensions smaller than the wavelength of light is used. This in turn, can be effectively implemented to alter numerous physical properties of surrounding media.Recently, progress in fabrication techniques of plasmon nanostructures has already boosted the interest in plasmon enhanced fluorescence, high harmonic generation and photovoltaic research. Special efforts have been devoted to the implementation of plasmonics in medicine and biology.In the first chapter, general overview of SiC nanostructures is made. Firstly, physical properties of bulk SiC are discussed in details. Secondly, several techniques known to be effectively used for SiC nanostructuring are described. Afterwards, the state of the art on the luminescence properties of SiC nanostructures is discussed. Finally, different multidisciplinary applications of nanostructured SiC are listed.The second chapter focuses on the description of the SiC nanostructures fabrication methods applied in the thesis. This includes electrochemical etching and laser ablation techniques. Further, production steps of planar and colloidal plasmonic nanostructures are clarified. The main characterization techniques used in this thesis are discussed at the end of the chapter.In the third and fourth chapters, complete investigation of initial and plasmon enhanced optical properties of the fabricated SiC nanostructures is made. These studies cover both linear (UV-Vis absorption, photoluminescence) and nonlinear (two-photon absorption, second harmonic generation, two-photon excited luminescence) optical properties. Finally, the fifth chapter demonstrates the possibilities of plasmon-enhanced nano-SiC labelling of biological cells. Preliminary fabrication and characterization results on colloidal (Au@SiO 2 )SiC nanohybrids are presented as perspective of ultrabright biocompatible light emitters. Chapter Carbide Nanostructures: State of Art Materials science being an interdisciplinary field investigates the relationship between the structural and macroscopic properties of materials at atomic or molecules scales. Increased attention to nanoscience and nanotechnology in recent years also provoked significant advances in materials science. The most promising among all known examples is the continuous development of revolutionary semiconductor and biomaterials technologies. But stable industries also employ materials scientists to make incremental improvements and troubleshoot issues with currently used materials. Silicon is the most commercially used semiconductor. Dozens of other materials are used, including germanium, gallium arsenide, and silicon carbide.

Figure 1 . 2 :

 12 Figure 1.2: Crystalline structure of (a) 3C-SiC (cubic) and (b) 6H-SiC (hexagonal) polytypes. The physical properties of SiC are highly dependent on its polytype. Cubic (3C) polytype has the highest electron mobility and saturation velocity because of reduced phonon scattering resulting from the higher symmetry. The indirect band gaps differ among the polytypes ranging from 2.39 eV for 3C-SiC to 3 eV in 6H SiC, or 3.23 eV for 4H-SiC (see

Figure 1 . 1 :

 11 Figure 1.1: Silicon carbide substrate.

Figure 1 . 3 .

 13 Figure 1.3. The basic method includes focusing of a pulsed laser beam on a bulk target, located on the rotating stage in a vacuum chamber. In contact with laser beam, heated material is ejected from the target and deposited onto the opposite substrate. Nanostructures are developed on the cooler surfaces through sequential condensation. This process can occur in ultra high vacuum or in the presence of a background gas.
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 14 Additionalchemical etching was implemented to eliminate formation of Si NPs. In the end, this technique allows production of 3C-SiC particles only few nanometres in size.
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 13 Figure 1.3: Operation principle of laser ablation.

Figure 1 . 4 :

 14 Figure 1.4: Illustration of the formation process for SiC NPs: (a) Formation of Si clusters (grey dots) and C atoms (black dots) due to laser-induced Si plasma and its subsequent cooling. (b) 3C-SiC and Si NPs formed after one shot of pulsed laser. (c) Only SiC NPs are left after etching with a HF-H 2 O 2 aqueous solution [15].
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 1516 Figure 1.5: Operation principle of chemical vapour deposition technique.

SiO 2 films (Figure 1 . 7 ).

 17 photoluminescence (PL)[23].
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 17 Figure 1.7: Schematic representation of ion implantation technique.

Figure 1 . 8 :

 18 Figure 1.8: Operation principle of laser pyrolysis.
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 19 Figure 1.9: TEM image of the SiC powder showing slightly agglomerated 10 nm SiC grains [24].
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 110 Figure 1.10: TEM images of SiC nanopowders: (a) small and (b) large grains. Scale is 100 nm on both pictures (white line) [25].
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 2112111 Figure 1.11: Operation principle of electrochemical etching.
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 112113 Figure1.12: SEM image of porous-SiC prepared from n-type 6H-SiC[26].

  (d -2 ) in the equation is the addition of the confinement energies for hole and electron. The last component (d -1 ) corresponds to the Coulomb interaction, which exists between electron and hole.

Figure 1 .

 1 16 presents the variation of the excitonic bandgap

Figure 1 .

 1 17 represents the variation of the bandgap for these clusters with different terminations; the gap here is the energy between HOMO and LUMO. The results of the calculations show that even when the gap increase with the decreasing NP radius, the surface structure still plays dominant role. In general, the dots with C or H terminations have bandgap values slightly higher. The smallest bandgaps correspond to the QDs with Si or Si-rich terminations.

  For nanoelectronic applications the carrier concentration and mobility should be accurately controlled along the NW. The first experiments on 3C-SiC based NWFETs [68] revealed that the carrier concentration is too high, due to unintentional doping, resulting in very low electron mobility. Possible causes for these high residual doping values are impurities contamination and/or large number of extended defects. It seemed difficult to obtain monocrystalline SiC NWs without extended defects like staking faults and low residual doping with the low cost 'chemistry-driven' methods used up to now. Relatively high cost methods (molecular beam epitaxy, high-purity CVD, etc) used in semiconductor device technology should be used towards the aim of SiC NWFETs fabrication.

[ 71 ]

 71 . Authors report the fabrication of FED devices (Figure 1.20) with SiC-NW-based cathodes, which have demonstrated excellent FE properties at low applied voltages/electric fields and stable long-term performance. The calculations of field emission data indicate that the Schottky effect has strong influence on the field emission from SiC NW emitters.

  distribution of the bare QDs in the intracellular environment. The main advantage of the elaborated 3C-SiC QDs, over conventionally used QDs based on II-VI semiconductors is the non-cytotoxicity for in vitro analysis and their potential biocompatibility for in vivo studies. Under the UV/violet excitation, the cells marked by the QDs were very bright while the autofluorescence of unmarked cells was not visible at all. Comparison between the fluorescence micrographs and the microscope photos obtained under white light demonstrates that the fluorescing QDs are strongly localized inside the cells (Figure 1.21). Indeed, one can easily notice a heterogeneous distribution of the fluorescence intensity inside the cell. Since the highest intensities correspond to the position of the nuclei, it means that the QDs penetrated into the cells and preferentially concentrated at the nuclei.

Figure 1 .

 1 22 shows the comparative binding of radioactively labeled albumin to porous 6H-SiC (n-type and p-type) versus the Omega membrane from Pall Corporation, adjusted for the area of exposed membrane that contacted the albumin-containing solution. This resistance to protein fouling is another desirable property of this material.
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 12 electrochemical anodization of SiC was discussed in details in Chapter 1. Here, we used two types of electrochemical etching cell presented in Figure 2.The only difference is in surface area of the porous layer obtained during etching, and thus quantity of nanoparticles. In the first case surface area was ~5cm Figure 2.1a), while the second cell ensures the surface area of ~63 cm 2 (Figure 2.1b). Both cells are made of Teflon, the material chemically inert to the strong hydrofluoric (HF) acid used in our experiments. The etching process of a low resistivity grade (<1 Ω*cm) bulk 3C-SiC polycrystalline wafer took place for 2-3 h at a constant current density of 25 mA/cm 2 using a 1:1 HF(50%)/ethanol electrolyte. A copper electrode was used as a backside contact. The counter-electrode was made of platinum immersed into the electrolyte. After the etching, a highly porous network constituted by numerous interconnected 3C-SiC NCs was formed.

Figure 2 . 2 .

 22 Figure 2.2. The laser ablation was carried out with a Ti/sapphire laser (Hurricane, Spectra Physics Lasers), which provides 110 fs full width at half maximum (FWHM) pulses at wavelength of 800 nm, with
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 2122 Figure 2.1: Etching cells for (a) small and (b) large quantity nano-SiC fabrication.

2. 2

 2 .1. Planar nanostructures A fabrication flowchart describing the realization of the planar plasmonic nanostructures is shown in Figure 2.3. First, a SiN X dielectric layer is deposited on a glass substrate in low frequency plasma enhanced chemical vapor deposition (PECVD) set-up operating at 440 kHz [1, 2]. A gas mixture composed of pure silane (SiH 4 ) and ammonia (NH 3 ) is introduced into the reactor at a flowrate of 800 sccm. The pressure and the injected power density are fixed to 1.5 Torr and 0.26 W*cm -2 , respectively. The depositions are performed at a low temperature of 370°C.The ammonia/silane gas flow ratio determining the stoichiometry of the deposited layers can be varied from 1 to 10. Then, a monolayer of Ag NPs is fabricated on the surface of the SiN X dielectric film as it was already reported earlier[3]. Briefly, the deposition of the Ag NPs is performed by the immersion of SiN X layers in an aqueous solution containing 0.14 M of HF acid and 0.5 mM of AgNO 3 . The samples are then rinsed in de-ionized water and dried into nitrogen flow.

Figure 2 . 3 :

 23 Figure 2.3: Fabrication steps of plasmonic nano-Ag/SiN x /glass substrates.

Figure 2 . 4 .Figure 2 . 4 :

 2424 Figure 2.4: Synthesis steps and different pathways of SiC NPs immobilization on Au@SiO 2 particles to elaborate NHs.

  photodetector detecting a laser beam reflected by the cantilever carrying the tip. Through a piezoelectric ceramic, tip-cantilever system can be moved along the X and Y directions (in the plane of the sample) and Z (perpendicularly to the sample). Mapping the position of the tip gives precisely the probed surface topography. On some systems, the movement in the XY plane is through the sample and not by the tip-cantilever system. Lateral resolution of AFM is determined by the tip curvature radius, while the vertical resolution is of the order of angstrom: one can easily visualize atomic steps on a clean surface. Viewable surface depends on the piezoelectric ceramic, and can range from hundred nanometres to about 150 microns. The

Figure 2 .

 2 Figure 2.6a. The system consists of a vacuum chamber where the electrons are emitted by an electron gun. The electrons are accelerated in the barrel by a high voltage, which defines associated wavelength of the electrons. A second magnetic lens system is used to enlarge the image obtained. The final image, magnified about 10,000 times, is formed in the observation chamber on a fluorescent screen that can be observed visually.

Figure 2 . 6 :

 26 Figure 2.6: Function principle of (a) TEM, and (b) SEM.

Figure 2 .

 2 6b. As in the TEM, the system consists of a vacuum chamber where the electrons are emitted by an electron gun. Deflection coils of X and Y move the electronic beam over the surface of the sample (XY plane). The primary electrons from the electron gun strike the surface of the sample. Some electrons are scattered elastically (high-energy backscattered electrons), while others, during the impact give part of their kinetic energy to the atoms, causing ionization and ejection of low-energy secondary electrons. The ionized atoms can decay by light emission (cathodoluminescence) or X-ray emission. The backscattered and secondary electrons emitted by the sample are collected by selective detectors. The image displayed by a SEM represents the surface morphology of the sample by corresponding variable intensity of signals from the detectors with the position of the beam on the specimen when the signal was generated. Despite the fact that the image resolution of an SEM is about an order of magnitude poorer than that of a TEM, SEM is able to image bulk samples and relying on surface processes rather than transmission, can produce images that are good representations of the three-dimensional shape of the sample. TEM pictures were obtained by EM-002B (Topcon, Japan) high-resolution transmission electron microscope operating at 200 kV. SEM observations were performed by means of SEM (Tescan, Czech Republic) or Inspect S50 (FEI, USA).

(Figure 2 . 7 )

 27 [9]. Electrical double layer is composed of an inner region, called the Stern layer, where the ions are strongly bound and an outer, diffuse, region where they are less firmly attached. The zeta potential is a function of the surface charge density, and thus, any change in the surface charge, either valence or ion condensation, will lead to changes in the measured zeta potential. The zeta potential is calculated from the mobility measured during an ELS experiment. In ELS, the velocity of a charged particle is measured by monitoring the frequency shift (∆ν) of the light scattered from the particle under the influence of an applied electric field. Light scattered from stationary particles will have the same frequency and wavelength as the incident light, whereas light scattered from particles in motion will be Doppler shifted. In ELS, the velocity or mobility (U e ) of the particle is calculated from the Doppler frequency shift using the expression shown below, where θ is the scattering angle and λ is the wavelength of the incident light. The magnitude of the velocity is dependent upon the strength of electric field or voltage gradient, the dielectric constant of the medium (ε), the viscosity of the medium (η) and the particle surface charge density (or zeta-potential(ζ)): 3η εζf(ka) 2 U e = (2.2)

Figure 2 . 7 :

 27 Figure 2.7: Ion concentration and potential difference as a function of distance from the charged surface of a particle dispersed in a medium.

  dt

  then calculated from the diffusion coefficient (D) using the Stokes-Einstein equation, where (k) is the Boltzmann constant, (T) is the temperature, and (η) is the medium viscosity:

Figure 2 . 8 :

 28 Figure 2.8: Schematic principle of DLS/ELS measurements.

Figure 2 . 9 :

 29 Figure 2.9: Schematic diagram of double-beam double-monochromator spectrophotometer.

Figure 2 .

 2 Figure 2.10 shows the schematic configuration of the bench used for PL measurements. Depending on the samples and experiments for the room temperature PL spectra, an excitation source either frequency doubled argon-ion laser emitting in the ultraviolet at λ=244 nm (LEXEL, USA), or the tripled frequency (λ=343 nm) of a diode-pumped ytterbium femto-second laser (Amplitude Systems, France), or from an argon-ion laser with λ=458 nm or λ=488 nm (Coherent, USA) was used. Low-pass filters were used to exclude the scattered laser signal. The emission spectra were dispersed using a Horiba Jobin Yvon iHR320 or HRS-2 spectrometer. Detection was performed by means of a liquid nitrogen-cooled charge coupled detector (Horiba Jobin Yvon Symphony CCD) or photomultiplier tube. For absolute quantum yield measurements integrating sphere RTC-060 (Labsphere, USA) with Spectralon covering was connected to the detection system. All of the obtained spectra were corrected by calibration light source to take into account response function of the detection system.

FluorescenceFigure 2 . 11 :Figure 2 . 12 :

 211212 Figure 2.10: Basic configuration of PL measurement bench.

3. 1 . 1 .Figure 3 .Figure 3 . 1 :

 11331 Figure 3.1a. The as-prepared powder (Figure 3.1b) can be dispersed in various polar solvents such as ethanol and water. An example of a daylight photo of the optically homogeneous colloidal suspension of the 3C-SiC NPs described in this work is given in Figure 3.1c.
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 333233 Figure 3.2a shows a TEM image of the spherical-like 3C-SiC NPs with dimensions smaller than 10 nm. These NPs constitute the powder and the colloidal suspensions shown inFigure 3.1b and 3.1c, respectively. The lattice fringes corresponding to the (111) interatomic plane of 3C-SiC can be seen on a high-resolution TEM (HRTEM) image of a single NP given in Figure 3.2b. The typical size distribution of the 3C-SiC NPs obtained from the analysis of the TEM images is presented in Figure 3.2c.
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 3436 Figure 3.4: (a), (c) Two different SiC NPs observed by HRTEM, and (b), (d) the same NPs after an enforcement of the compact planes imaging by FFT filtering. While small NPs with diameters <5-7 nm do not present any noticeable changes of crystalline direction (Figure 3.4b), numerous non-periodical changes of the crystalline directions illustrated by a red line in Figure 3.4d can be observed for larger NPs (>10 nm)suggesting the presence of stacking faults and/or micro-twins. The defect formation can be conditioned by a thermal shock undergone by the NPs during their structural relaxation from laser-induced overheated state to room temperature state when they are ejected by the laser into the surrounding water. Thus, small elastic SiC NPs formed by laser ablation seem to support much better this relaxation contrary to the larger ones plastically relaxing with creation of numerous defects.
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 35 Figure 3.5: X-ray diffraction spectrum of the 3C-SiC NPs produced at 460 mW.
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 236372637 Figure 3.7: TPD-MS profiles of porous 3C-SiC for the ions: (a) with m/z= 18 (H 2 O + ), 26(C 2 H 2 + ), 27 (C 2 H 3 + ), and 28 (CO + + C 2 H 4 + ); and (b) with m/z= 15 (CH 3 + ), 20 (HF + ), 31 (CH 3 O + ), and 44 (CO 2 + ). TPD-MS profiles of 3C-SiC powder are shown in Figure 3.7. Intense CO 2 [ions with m/z=44 (CO 2+ ), 28 (CO + )] and ethylene [ions with m/z= 27 (C 2 H 3 + ), 26 (C 2 H 2 + )] evolutions, which are assigned to the decomposition of -CO 2 H and CH x surface fragments, respectively,take place approximately at 520 K. These features are similar to those observed for porous 6H-SiC nanostructures[3]. However, some differences can be highlighted between the TPD-MS profiles of porous 6H-SiC and 3C-SiC nanostructures. For example, the intensity of ion with m/z=28 (CO + ) in the spectrum of 3C-SiC is much higher than the intensities of ions with m/z=27 (C 2 H 3 + ) and 44 (CO 2 + ). It can indicate that the process resulting in CO formation is

Figure 3 . 9 :

 39 Figure 3.8: FTIR spectra (transmittance and diffuse reflectance) of palletized and ground SiC samples.
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 310 Figure 3.10: (a) FTIR spectrum of the SiC NPs suspended in pure water, (b) zeta-potential of the colloidal suspensions based on the SiC NPs.Two other specific bands centred at 1400 cm -1 and 1650 cm -1 correspond to carboxylate anions CO 2 ¯ appeared at the NP surface after dissociation of carboxylic acid groups (-CO 2 H) in water. Presence of the negative electric charges was quantitatively proved by measurements of zeta-potentials (-49 ± 13 mV) in the colloidal dispersions containing the suspended SiC NPs as it is illustrated by Figure3.10b. This high value of zetapotentials is at the origin of the high colloidal stability of the laser-produced particles.
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 311 The porous Si membrane was mounted on a 1 mL cell filled with ethanol. The upper part represents drop of the initial ethanol solution with dispersed and highly concentrated SiC NPs. Since ethanol solution was present in the both cells and inside the pores, the SiC NPs in ethanol could migrate through the meso-porous network. During evaporation of ethanol and filtration procedure SiC NPs were supplied drop by drop to the upper part. Surface area and thickness of free-standing membrane was 0.8 cm 2 and 200 µm, respectively.

Figure 3 . 11 :

 311 Figure 3.11: Schematic procedure of SiC NPs filtration via freeporous Si layers.
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 3314315 Figure 3.14: Typical (a),(c) TEM images, and (b),(d) EDX spectra of highly centrifuged samples ((a) and (b) for T20 ;(c) and (d) for B2).

Figure 3 .Figure 3 . 16 :

 3316 Figure 3.16a,b, respectively. All of the supernatants spectra were corrected by dilution parameters to correspond to a constant concentration. Absorption and extinction spectra of

Figure 3 . 19 :

 319 Figure 3.19: Spectrally corrected laser scattering peaks and emission spectra for ethanol solutions of Rhodamine 123 and SiC NPs (T0). Corresponding spectral regions are magnified in the insets.
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 321320 Figure 3.21: PL spectra of dry asprepared and oxidized SiC nanopowder compared to polycrystalline 3C-SiC wafer.

Figure 3 . 21 .

 321 At the same time, the low temperature oxidation ensuring formation of a rather poor quality oxide shell can provoke appearance of numerous new nonradiative states leading to the decrease in the whole integrated PL intensity. The PL signal above the band gap (>Eg) can be attributed to the recombination of quantumly confined photogenerated charge carriers in small NPs constituting the nanopowder or to some radiative defects in the formed oxide sheet. To check this point the formed surface oxide layer was removed by HF-based solutions.

Figure 3 .Figure 3 . 22 :

 3322 Figure 3.22 shows room temperature PL spectra of the SiC NPs prepared in water at four different laser powers. PL signal from water without the NPs is given for comparison. One can state that the PL intensities increase with laser power. Maximum values of all the detected PL spectra are centred at 440 nm (2.8 eV) and corresponding energy is higher than the band gap value (E g ) of the bulk 3C-SiC substrate (2.3 eV). The PL signals above the E g value can be attributed to the recombination of quantumly confined photogenerated charge carriers in SiC NPs.Since no shift of the PL spectral maxima is detected for different ablating laser powers, one can suppose that the size distribution of the formed SiC NPs is independent on
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 323323 Figure 3.23: Room temperature SHG (395 nm) and TPPL (434, 531, 607 nm) microscopy images (317x317 µm 2 ) and corresponding luminosities of (a) initial supernatant (T0) and (b) first centrifuged sediment suspension (B1) excited with pulsed 800 nm (τ=100 fs) laser.

Figure 3 Figure 3 . 24 : 3 . 24 .

 3324324 Figure 3.24: Schematic interpretation of the observed optical processes as a function of nanostructure size. Schematic of various radiative recombination channels for different sizes and interacting nanostructures is described in Figure 3.24. It can be easily expanded to the separated carbon or SiC components; however size dependence should remain the same.

Figure 3 . 25 :

 325 Figure 3.25: PL spectra of the (a) low and (b) high concentration SiC NPs suspensions with different static dielectric constants: dichloromethane (ε static =9.1), ethanol (ε static =24), and water (ε static =80).As discussed before, most of the localized energy states manifesting in above bandgap

Figure 3 . 26 :

 326 Figure 3.26: Schematics of the polarity influence for dichloromethane ε d (first column), ethanol ε e (second column), and water ε w (third column) in small (top row) and large (bottom row) NPs. Illustrative electron/hole wavefunctions are represented by thin solid lines. The arrows indicate possible channels for the electronic transitions.

Figure 3 . 26 ,Figure 3 .Figure 3 . 27 :

 3263327 Figure 3.26, top row), or blue-shift, respectively. For large NPs (bottom row in Figure 3.26),dielectric confinement due to self-interaction is neglectable, and in polar media with lower dielectric constants, the radiative energy states (excitonic and/or impurity-like) distributed over a large energy range inside the band gap ensure wider PL spectra of the NPs (see in Figure3.25b for dichloromethane). As it is illustrated by the scheme in Figure3.26 (bottom row, i.e. large NPs), the redistribution of localized energy states induced by highly polar media leads to: (i) the observed narrowing of the whole PL spectrum and, in consequence, to (ii) the apparent blue-shifts of the PL peaks.

Figure 3 .

 3 Figure 3.27b illustrates possible ways of interaction between the charged surfactants and NPs. Adsorption of the SLS molecules on the NP surface takes place due to poor solvation of the surfactant hydrophobic tails by polar solvents and results in increase in overall negative charge of the NPs. Adsorption of the CTMA takes place mainly due to the electrostatic interaction, which results in the compensation of the negative surface charge of the NPs. Charge compensation, as well as hydrophobic interaction, between alkyl tails of adsorbed CTMA molecules favours the NP agglomeration and coagulation. This interaction analysis is very well accorded with images given in Figure 3.28 presenting different NPs suspensions without and just after adding surfactants. The NPs concentrations in all suspensions were kept the same. The colloidal suspension containing SLS molecules is optically denser than the suspension without this surfactant. For the suspension with the CTMA molecules, aggregation of a lot of NP can be clearly seen. Further, suspensions were ultra-sonicated to destroy created agglomerates.

Figure 3 . 28 :

 328 Figure 3.28: General views of the solutions containing SiC NPs and surfactants (constant concentration).

Figure 3 . 29 :

 329 Figure 3.29: (a) Extinction and (b) PL spectra of aqueous suspensions containing SiC NPs with and without surfactant.To clarify the impact of the electrical charges, more detailed variation of surface

Figure 3 . 30 .Figure 3 . 31 .

 330331 Figure 3.30. It is worth noting that zeta-potential does not exactly corresponds to the intensity of local fields inside NPs. Measured value is influenced by counter-ions which cover charged particle. In that way, samples with the zero internal fields may not necessarily be characterized by zero zeta-potential. Furthermore, level of optical absorption at excitation (λ=244 nm) and below band-gap region (λ=562 nm) was recorded as illustrated in Figure 3.31. In the case of close to zero zeta-potential, the colloidal suspensions became unstable and no reliable optical measurements can be carried out because of a strong light scattering. Nevertheless, two main tendencies can be seen. Firstly, with increasing amount of surfactant added to the suspension (decreasing of negative charge) below bandgap absorption is enhanced, as observed in Figure 3.29a. As in case of different dielectric environments, it can be caused by increased density of states in corresponding energy region. Secondly, by decreasing value of zetapotential (internal field) of NPs, absorption band at

Figure 3 . 30 :

 330 Figure 3.30: Dependence of zetapotential on surfactant concentration (solid line for eye guidance).

Figure 3 . 31 :Figure 3 . 32 :

 331332 Figure 3.31: Long (λ=562 nm) and short (λ =244 nm) wavelength optical absorption as a function of zeta-potential.

3 . 33 .

 333 surface charges onto particles with various sizes should be different. Possible interactions of electrons and holes with external fields induced by surface charges are summarized in Figure Influence of high local fields caused by negative (E -) and positive (E + ) charges are represented in first and third column, respectively. For large NPs (bottom row) with zero external field (second column), localized energy states play dominant role. Sequent adding of the positive surfactant to the initially negative SiC NPs increase density of states in this energy region which correlates well with absorption rise in Figure 3.29a and 3.31. This reflects slightly in redshifted PL in Figure 3.29b and 3.32, however most of the spectral changes are emphasized when low energy component becomes visible due to quenching of high energy peak.

Figure 3 . 33 :

 333 Figure 3.33: Schematic representation of the influence of negative (first column), positive (third column) surface charges in comparison with zero (second column) charges in small (top row) and large (bottom row) NPs. Illustrative electron/hole wavefunctions are represented by thin solid lines. The arrows indicate possible channels for the electronic transitions.PL dependence related to radiative recombination in small NPs on applied external field is illustrated in Figure3.33 (top row). For the initially dissolved SiC NPs (ζ=-39 mV),

FinallyFigure 3 . 34 :

 334 Figure 3.34: Dependence of emission efficiency on zeta-potential (solid line for eye guidance).

Figure 4 .

 4 1a. Here, extinction spectra of D=40 nm silver particle is plotted as a function of refractive index of the surrounding environment. At the resonance wavelengths extinction efficiency is enhanced, but still limited by incomplete vanishing of denominator in (4.2). Moreover, rise at longer wavelength, as reflected by increased extinction (absorption) for higher refractive index. This in turn leads to higher concentration of electromagnetic energy into localized fields around particle as plotted in Figure 4.1b-d. Field distributions are represented for corresponding resonance wavelengths.

Figure 4 . 1 :

 41 Figure 4.1: FDTD calculated (a) extinction spectra of Ag NP with size D=40 nm for three different surrounding environments with corresponding spatial distribution of the field enhancements at maxima of each extinction spectrum: (b) refractive index n=1 (black squares); (c) n=1.55 (red circles) and (d) n=2.3 (blue triangles).

Figure 4 . 3 :

 43 Figure 4.3: FDTD calculated extinction spectra of Ag NPs with size D=36 nm for four different configurations: single NP (black curve); NP dimer with surface-to-surface distance s=1nm: transverse excitation (blue curve), longitudinal excitation (red curve); and with surface-to-surface distance s=3 nm, longitudinal orientation (green curve). Insets show spatial distribution of the field enhancements corresponding to maxima of each extinction spectrum. As an example, Figure 4.3 represents calculated extinction spectra and in-plane distribution of the electric field enhancement factors (see insets) for four different configurations: i) single 36 nm Ag NP (black curve; inset i2); Ag NP dimer with inter-particle

Figure 4 . 4

 44 Figure 4.4 depicts role of the refractive index on the near-field coupling in NP (D=20 nm) dimers with interparticle spacing s=5 nm. As one can see in Figure 4.4a, when resonance

Figure 4 . 4 :

 44 Figure 4.4: FDTD calculated (a) absorption/scattering spectra of Ag NPs (D=20 nm) dimer (interparticle spacing s= 5nm) for three different surrounding environments with corresponding spatial distribution of the field enhancements at maxima of each spectrum: (b) refractive index n=1 (black squares/dotted line); (c) n=1.55 (red circles/short dashed line) and (d) n=2.3 (blue triangles/dashed line). Vertical dashed lines represent the maxima of single Ag NPs (D=20 nm) extinction spectra in corresponding environment.

was developed: ( 1 )

 1 localization of SiC NPs in the vicinity of randomly arranged silver (Ag) NPs chemically formed on silicon nitride (SiN X )/glass substrates (for details see chapter 2) and (2) careful tuning of the multipolar plasmon bands of the metallic NPs to overlap the excitation and emission spectral bands of SiC NPs. Ag was chosen because, among all other metals, its plasmon resonance in the visible spectral range is most efficient due to low Ohmic losses.
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 454646 Figure 4.5: TEM image of Si NPs inside the SiN X matrix.

Figure 4 . 6 : 4 . 7 .

 4647 Figure 4.6: Schematic views of three possible evolutions of Ag NPs deposition for different stoichiometric ratios (R). Topographical AFM views corresponding to the sample with R=5 as a function of Ag deposition time are presented in Figure 4.7. As can be seen, both the nanoparticle dimension and surface coverage are strongly dependent on the deposition time. At the beginning, after 1s of deposition (Figure 4.7a) several Ag NPs of only few nm in size are formed. Subsequently, when deposition time is increased to 15s, 30s and 1min (Figure 4.7b-d), concentration and size of NPs grows. Further, after 2, 3, 4 and 5min (Figure 4.7e-h) the formation of Ag nanostructures composed of slightly interconnected NPs, each one of about 30-40 nm in diameter, can be observed. A progressive increase of NPs size from 50 nm to about 100 nm is provided by 10, 15, 20 and 60 min deposition time, correspondingly (Figure 4.7i-l).

Figure 4 . 7 : 4 . 8 .

 4748 Figure 4.7: AFM image of the Ag NPs formed onto the surface of the SiN X layer after 1s, 15s, 30s, 1min, 2min, 3min, 4min, 5min, 10min, 15min, 20min and 60min deposition time(from (a) to (l)). Scale bar is equal to 200 nm. Demonstrated approach of Ag surface coverage allows precise control of substrates plasmonic properties. When only dipolar plasmon modes are needed, one chooses short deposition times and high R, whereas for higher plasmon modes longer deposition times and lower R can be used. Spectral position of the obtained modes and/or level of interparticle coupling can be tuned by the deposition of capping dielectric layer. A cross-section TEM image of the plasmonic structure consisting of nano-Ag/SiNx (sample in Figure 4.7h) covered with SiN Y is presented in Figure 4.8. The SiN X and SiN Y layers with respective thicknesses of around 150 and 40 nm are clearly visible in the general view of Figure 4.8a. The spherical-like Ag NPs are completely embedded into the dielectric SiN matrix and localized at the interface between the SiN X and SiN Y layers. The size of the Ag NPs was found from the cross-section TEM image to be about 10-20 nm (Figure 4.8b).

Figure 4 . 8 :

 48 Figure 4.8: Cross-section TEM image of the SiN Y /nano-Ag/SiN X plasmonic structure in (a) general and (b) magnified view.

Figure 4 . 9

 49 shows the extinction spectra of the nano-Ag/SiN X (sample in Figure4.7h) structure covered with SiN Y as a function of ε s . For all values, a well defined peak attributed to the local plasmon resonance in Ag nano-islands can be clearly visible. A baseline correction was performed for all samples in order to subtract natural extinction related to the reference SiN Y /SiN X sandwich. As one can see, the plasmon resonance wavelength is red-shifted upon increasing the dielectric constant of the surrounding medium, as previously discussed. Thus, a flexible spectral adjustment of the local plasmon resonance in Ag NPs can be easily achieved in the large visible range from 400 to 600 nm.

4 .

 4 7h). Localization of the colloidal SiC NPs fabricated by electrochemical etching onto the used nano-Ag/SiNX/glass substrates is performed by a simple drop-and-dry technique (concentration ~0.1 mg/mL). Schematic view of formed samples is illustrated in Figure 4.10.
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 41141141243 Figure 4.11: 3D spatial distribution of the field enhancement factor calculated for the Ag NPs with surface coverage as depicted in Figure 4.7h (N=17 randomly arranged Ag NPs; D=36 nm; centers located in ZX plane at Y=0) at wavelength λ=457 nm . The field enhancement mapping in ZY (X=0) plane (side view) and four cross-sectional profiles in ZX plane corresponding to white dashed lines plotted on the left (side view) part.Further, far-field absorption, scattering and extinction spectra of our plasmonic nanostructures were calculated as illustrated in Figure4.12. The inset shows an experimental extinction spectrum for comparison. As one can see, spectral position of the extinction maximum is considerably red-shifted in comparison to single Ag NP with the same characteristic size (Figure4.3). This observation reflects impact of dielectric constant of surrounding medium on the plasmon resonance peak position, when with increasing dielectric constant/refractive index a red-shift is observable[30]. Additionally, broadening of the spectra in comparison with a single NP is induced by collective near-field coupling of the

Figure 4 .

 4 Figure 4.13 shows extinction spectra of the nano-Ag/SiN X /glass structures with and without deposited SiC NPs. A baseline correction was performed for all spectra in order to subtract natural extinction related to the SiN X layer without Ag NPs. Complex spectral features attributed to the overall plasmon modes simulated above can be clearly visible in both cases. The main spectral plasmon mode features are retained after a single-drop deposition of our colloidal SiC NPs, while their spectral positions are red-shifted of about 30nm. As discussed before, it is mainly related to the difference in effective dielectric constant of the local environment created around the Ag NPs by the deposited SiC QDs. In general, a precise spectral tuning of the local plasmon resonance can be ensured by amount of the deposited SiC NPs or by deposition of an additional SiNx layer as it was reported before.

Figure 4 . 13 :

 413 Figure 4.13: Extinction spectra of the nano-Ag/SiN X structures before (blue circles) and after (green triangles) deposition of the SiC NPs.

Figure 4 .

 4 7k were used (Ag deposition time t=20 min). One can clearly see the characteristic sizes of the Ag NPs which are in the range of 40-65 nm. Some of these NPs are found to be overlapped due to their random arrangement leading sometimes to quite complex conformations. Nevertheless, the inter-particle distances range from a few to dozens nanometres in most cases. According to equations (4.10) and (4.11), a significant enhancement of the non-linear response is expected when local field factor at excitation wavelength reaches a maximum. Additionally, scattering efficiency should be reasonable at shorter wavelengths for SHG and emission enhancement of TPPL. These conditions are satisfied by prolonged nano-Ag deposition, which leads to a large size distribution and strong inter-particle coupling between the Ag NPs, as it can be seen in Figure4.7k.In order to theoretically estimate local field enhancement factors (|E| 2 /|E 0 | 2 ) at excitation and SH wavelengths as well as the final enhancement factor for SHG (η SHG , according to equation (4.10)) induced by metallic NPs, numerical three-dimensional FDTD calculations were performed. Similar FDTD simulations were found to be reasonable in estimation of high-harmonic generation[9], and TPPL of Au, Ag and Al nanostructures[49].Surface density (130 NPs per 1 µm 2 ) and size distribution (D=40-65 nm) were depicted from the experimental AFM image given in Figure4.7k. Simulation area was chosen to be large enough (0.1 µm 2 ) in order to take into account the NP size distribution and inter-particle coupling effects, as well as to keep quite fine spatial grid to eliminate all numerical errors caused by finite size discretization. Different configuration of the simulated randomly-arranged Ag NPs led only to insignificant changes in final results. Ag NPs were once again slightly immersed into the dielectric SiN X thin film, i.e. centres of the thirteen simulated Ag NPs are located in a plane separated by a distance of 19 nm from the surface level of the SiN X layer with refractive index n=1.72. In this way, the simulation conditions are very close to reality and allow gaining field enhancement mapping at the fabricated plasmonic substrates.

Figure 4 . 16 : 4 .

 4164 Figure 4.16: FDTD simulated field intensity enhancement factor distribution in logarithmic scale: (a) at fundamental wavelength (λ= 800 nm); (b) at SH wavelength (λ = 400 nm); and (c) for final SHG process. The calculated local field enhancements (in logarithmic scale) for excitation (λ= 800 nm) and SH (λ= 400 nm) wavelengths in the plane of the Ag NP centres can be seen in Figure 4.16a and Figure 4.16b, respectively. The highest field enhancement values (more than two orders of magnitude for both wavelengths) correspond to the relatively narrow inter-particle hot-spot regions.Figure 4.16c represents enhancement of the SHG intensity computed from

Figure 4 .

 4 16c represents enhancement of the SHG intensity computed from the field enhancement maps shown in Figure 4.16a,b. Maximal SHG enhancement in the hot spots is more than of 10

Figure 4 . 18 :

 418 Figure 4.18: Fluorescence microscopy images of SiNx (a), nano-Ag/SiNx (b), SiC NPs/SiNx (c) and SiC NPs/nano-Ag/SiNx (d) samples, for SH (400nm) and several TPPL wavelengths (450, 500, 550, 600, 650 and 700 nm) with corresponding excitation (λ= 800 nm) laser power.To experimentally study the plasmon-induced enhancement of the samples nonlinear response, they were excited at λ=800nm with a femtosecond laser. Since each sample component, such as: SiNx layer with Si NPs, Ag NPs and SiC NPs can naturally exert a specific nonlinear response, they were separately investigated. Typical two-photon scanning microscopy images with detection set for SH (λ=400nm) and TPPL (λ=450-700nm) are presented in Figure4.18. The excitation power was adjusted for each image set to better highlight the observed enhancement level. In particular, the excitation power was systematically reduced for the samples with strong emission level to avoid saturation. Image

Figure 4 . 19 .

 419 are mostly caused by the shape irregularities and broken crystalline symmetry at interfaces. Since neither SHG nor TPPL were detected in the case of SiNx layer (image row A), it is reasonable to conclude that the chosen excitation laser power (70 mW) is not sufficiently high to observe corresponding NLO response. However, an increased TPPL signal was observed (see images in row B) even at 15 mW of the excitation power after deposition of Ag NPs at the SiNx surface. SHG was also detected in this case (see quantitative data discussed below) but it can not be clearly seen on the corresponding image. The observed enhancement of the NLO signals can be simultaneously related to the two following mechanisms: 1) plasmon-induced enhancement of NLO responses of Si NPs located in close vicinity to Ag NPs and 2) nearfield SHG and luminescence from the nanostructured Ag[49, 53]. In comparison to the standalone SiNx layer (image row A), SiNx layer with the deposited SiC NPs (image row C) demonstrate a slight increase of SHG signal. The luminosity of the corresponding picture was numerically increased by 2 times to visualize the original SHG from the nano-SiC. Since the band-gap of bulk SiC substrate is 2.3eV (λ=540 nm), efficient SHG at 3.1 eV (λ=400 nm) occurs in SiC NPs with the band-gap values (E G > 3.1 eV) increased due to quantum confinement effect to satisfy the following condition: E SHG <E G . On the other hand, deposition of the same quantity of SiC NPs on the nano-Ag/SiNx substrate provokes a substantial rise of nonlinear response (image row D), in comparison with the previous case (image row C). Furthermore, for correct comparison of the corresponding responses and taking into account quadratic dependence of the SHG and TPPL signals on excitation power [45], the enhancement of the NLO signals was calculated for: a) nano-Ag/SiNx complex; and for b) SiC NPs. In the second case, the values of SHG and TPPL related to the nano-Ag/SiNx were subtracted and divided on the detected signal emitted from the SiC NPs/SiNx. The corresponding enhancement factors are represented by histograms in the Additionally, scattering efficiency of the plasmonic nano-Ag/SiNx substrate is plotted to show the role of the plasmon-induced enhancement on the emission part of TPPL. Even if no signal is visible on the SHG microscopy pictures in image sets A and B in

Figure 4 . 18 ,

 418 Figure 4.18, the calculated value of the SHG enhancement factor of the Ag-Si NPs complex is 23-fold. At the same time, SHG enhancement magnitude related to the SiC NPs is 72-fold,

Figure 4 . 19 :

 419 Figure 4.19: Calculated enhancement factor for SHG and TPPL (excitation wavelength λ= 800 nm) for Si NPs/nano-Ag (cross patterned black bars) and SiC NPs (diagonally patterned red bars).

  contrast to the spectral changes discussed in Chapter 3, where PL spectra for samples with small surface charge demonstrated red-shift due to dominant role of large NPs. The probable reason of such inconsistency lies in size segregation of NPs obtained during sample preparation and chemical treatment. In this case only smallest particles are present in the suspension and thus no significant spectral changes can be detected. The fluorescence images shown in Figure 5.1 clearly highlight selective incorporation of the fluorescent SiC NPs inside the cell. The cells marked by the NPs are very bright (Figure 5.1b, c, d) while the autofluorescence of unmarked cells is not visible at all (Figure 5.1a) under the same excitation/detection conditions. In particular, the cells labelled with the negatively charged SiC NPs appear extremely bright with the most intense fluorescence signal coming from the nucleus (Figure 5.1b). Similar nucleus labelling effect can be observed for the case of the almost neutral SiC NPs (Figure 5.1c). However, a significant difference between the negatively charged and neutral SiC NPs concerns the cytoplasm labelling. A specific heterogeneous localization of the neutral NPs was explained by their zwitterionic nature increasing their affinity to the membranes. The images of cells exposed to the positively charged NPs are totally different (Figure 5.1d). In comparison with the negative and neutral SiC NPs, the nuclei are not labelled and remain completely dark, whereas most of the positively charged SiC NPs are forming filament-like structures in the cytoplasm. The authors proposed explanation of selective charge dependent localization of NPs inside the nucleus due to the structure of the NPC. The NPC is composed of different components characterized by net positive charge. This suggests that electrostatic interactions between SiC NPs and the NPC are an essential part of the selective filtering mechanism. Together with results discussed in Chapter 3 on the role of surface modification and/or surrounding environment on the initial optical properties of SiC NPs, these findings will help expanding of SiC NPs applicability as a modern fluorescent agent.

Figure 5 . 1 :

 51 Figure 5.1: Fluorescence images of 3T3-L1 cells: (a) without SiC NPs; (b) labelled with negatively charged (zeta potential -30 mV), (c) labelled with quasi neutral (zeta potential +4 mV), and (d) labelled with positively charged (zeta-potential +100 mV) SiC NPs[22].

5 . 2 . 5 . 5 Figure 5 . 2 :

 525552 Figure 5.2: Sample schematics and corresponding fluorescent images of fibroblast cells: (a) on glass substrate, (b) labelled with the SiC NPs on glass substrate, (c) on nano-Ag/SiN X /glass substrate, (d) labelled with the SiC NPs on nano-Ag/SiN X /glass substrate.

5 . 3 .Figure 5 . 4 :

 5354 Figure 5.3: Calculated luminosity per one fibroblast cell: A on glass substrate, B labelled with the SiC NPs on glass substrate, C on nano-Ag/SiN X /glass substrate, D labelled with the SiC NPs on nano-Ag/SiN X /glass substrate.

Figure 5 Figure 5 . 5 :Figure 5 . 6 :

 55556 Figure 5.5: SEM images of 20 nm-gold colloids coated with a silica shell of different thickness: (a) 10nm, (b) 25 nm, (c) 80 nm, (d) 60 nm gold core coated with 30 nm silica, and (e) 150 nm gold core coated with 15 nm silica shell. The insets show high magnification images on a single particle. The immobilization of SiC NPs onto silica was then controlled by TEM (Figure 5.6). For the physical adsorption (Figure 5.6a), SiC NPs are not attached very well on the surface and can be distinguished apart from the NHs. Similar isolated SiC NPs can be found for

Figure 5 . 7 :

 57 Figure 5.7: Absorption spectra of Au@SiO 2 NPs with various gold core diameters and silica shell thicknesses: (a) Au-20nm@SiO 2 -10nm, (b) Au-20nm@SiO 2 -25nm, (c) Au-60nm@SiO 2 -30nm and (d) Au-150nm@SiO 2 -15nm.
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 5859 Figure 5.8: PL spectra of Au@SiO 2 -SiC NHs with (a) electrostatic and (b) covalent bonding in comparison with the same amount of SiC NPs.Nature of the drastic PL enhancement seen in Figure5.8 for covalent bonding is still unclear. It is even more surprising since the near-field effect should be rather low at 25 nm distance from the 20 nm gold core surface. In order to fully exploit potential of proposed colloidal NHs several problem should be solved in future. Firstly, silica shell fabrication of only few nanometres in size has to be improved. Mertens et al.[32] reported that optimal fluorophore-metal distance for emission enhancement is located in this range. Secondly, since only the smallest SiC NPs are dominantly bonded to the surface of NHs (Figure5.6) maximal plasmon enhancement can not be ensured from viewpoint of absorption/emission spectral overlap. To resolve this complication metallic core in NHs can be changed to silver for better interaction. For this material basic dipole plasmon mode is located in higher energy spectral range, where PL of SiC NPs occurs.

the

  NPs have to be considered in terms of local field effects to understand the spectral peculiarities of the absorption and PL spectra. Observed dependencies have been described by electron-hole wavefunction overlapping and redistribution of localized energy states in the band-gap.Original optical properties of SiC nanostructures allow their various promising applications as light-emitting agents and in nonlinear optics. However, in comparison with commonly used materials, the reported characteristics of the SiC nanostructures have to be enhanced. PL enhancement of the SiC NPs induced by their efficient near-field coupling with multi-polar localized plasmons has been experimentally demonstrated. In order to understand and illustrate main physical mechanisms involved in a complex interaction between the localized plasmons and emitting SiC NPs, as well as to estimate absorption and scattering efficiencies of the used nano-Ag/SiN X /glass substrates three-dimensional FDTD simulations have been performed. In particular, high PL enhancement factors can be ensured by localization of the SiC NPs at the plasmon-induced high field regions and by a spectral overlap of multi-polar plasmon modes with absorption/excitation and emission bands of the NPs. Moreover, a detailed experimental study of the plasmon-induced enhancement of nonlinear response in SiC NPs has been presented. Despite a number of studies devoted to the clarification of the physical mechanisms involved in such phenomenon, none of them was explicitly addressed to the case of SiC NPs.
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1). Generally speaking, the greater the wurtzite component, the larger is the band gap. 6H-SiC polytype is most easily prepared and best studied, while the 3C and 4H

Table 1
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	Polytype	3C (β)	4H	6H
	Crystal structure	Cubic	Hexagonal	Hexagonal
	Lattice constants (Å)	4.3596	3.0730 ; 10.053	3.0730 ; 15.11
	Density (g/cm 3 )	3.21	3.21	3.21
	Bandgap (eV)	2.39	3.23	3.0
	Thermal conductivity (W/(cm•K))	3.6	3.7	4.9
	Dielectric constant (static) (300K)	9.72	9.66 ( )	9.66 ( )
			10.03 (||)	10.03 (||)
	Dielectric constant (high frequency)	6.52	6.52 ( )	6.52 ( )
	(300K)		6.70 ( ||)	6.70 ( ||)
	Infrared refractive index(300K)	2.55	2.55 ( )	2.55 ( )
			2.59 ( ||)	2.59 ( ||)

.1 summarizes main physical properties of three SiC polytypes

[3][4][5]
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1: Summary of main physical properties for three SiC polytypes.
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	Polytype		4H				6H				3C		
	Component	χ	(2) zzz	χ	(2) zxx	χ	(2) zzz	χ	(2) zxx	χ	(2) zzz	χ	(2) zxx
	DFT-LDA [7]	15.5	-9.7	18.1	-9.8	20.4	-10.2
	Within GWA [7]	9.8	-6.3	8.3	-4.6	17.2	-8.6
	With scissors [7]	8.6	-5.6	9.1	-5.1	13.2	-6.6
	DFT-LDA [8]	14.5	-8.9	17.8	-9.7	20.2	-10.1
	With scissors [8]	9.2	-5.7	11.4	-6.3	13.0	-6.5
	DFT-LDA [9]	23.3	-14.8	27.6	-15.0	28.2	-14.2
	With scissors [9]	15.6	-10.0	18.6	-10.4	18.4	-9.2
	Experimental [6]	18±8	-4±2	24±10	-4±2				

-11 

esu)

[10]

. : Theoretical and experimental results of second-order low-frequency susceptibilities for three SiC polytypes.

  In the table 1.2, the values for effective mass of electrons and holes for three SiC polytypes with the calculated values for Bohr radius are represented[39].

	Polytype				m *	e		m *	h	r e	r h	r ex
	3C-SiC				0.35m 0	1.26m 0	1.47nm	0.41nm	1.88nm
	4H-SiC				0.37m 0	2.65m 0	1.39nm	0.19nm	1.58nm
	6H-SiC				0.71m 0	2.71m 0	0.72nm	0.19nm	0.91nm
	Table 1.3: Effective masses for electrons and holes with calculated Bohr radius for electrons,
	holes and excitons.			
		The solution obtained from Shrodinger's equation for the particle confined in the
	quantum box (3D localization) represents the discretisation of electronic states expressed by
	this formula:						
											1) low confinement
	regime, when R>r e ,r h , 2) moderate confinement regime, when r h <R<r e , and 3) regime of
	strong confinement, when R<r e ,r h . Bohr radius, r e,h of hole or electron is defined by following
	formula:								
		r e	,	h	=	ε	(	* , 0 h e m m	)	0 r	(1.1)
	,where :								
	ε : relative permittivity
	m 0 : mass of electron		
	r 0 :	Bohr radius of hydrogen (0.053 nm)
	m * e,h : effective mass of electron or hole (taking into account mass anisotropy and light/heavy
	holes)									

  Fan et al. explain the absence of detectable luminescence in porous SiC due to the following limitations. Electrochemical etching leads to a structure which combines quantum-sized SiC crystallites interconnected with large ones. Thus, charge carriers can easily be transferred to the latter ones, where they recombine, limiting appearance of above bandgap emission. However, when porous SiC crumbles into colloidal SiC NPs role of the surface or defect states of large particles is reduced.

	In case of 6H-SiC NPs obtained by electrochemical etching method, Botsoa et al. [36,
	47] reported similar findings. Initial highly concentrated suspension of nanoparticles
	demonstrated under bandgap emission attributed to the surface states and N-Al donor-
	acceptor recombination channel. However, when the suspension was diluted, PL peak
	position was blue-shifted revealing clear evidence of quantum confinement. It was explained
	that the dilution of the colloidal suspensions containing SiC NPs leads to the decrease of the
	probability of "instantaneous interconnections" between NPs, hence favoring the
	luminescence from quantum-confined excitons in smaller NPs. Similar blue-shift is observed
	when the suspension was centrifuged. In this way, the centrifugation technique allows
	efficient separation of the smallest NPs exhibiting quantum confinement from large ones

  SiC hybrid structures. Emphasized role of SiC in observed spectral and intensity changes can be understood since absorption band of precipitated SiC NPs is similar to the one of aggregated carbon nanostructures (B0 in Figure3.16b). Probably this band can be attributed to the small sp 2 carbon clusters attached to the surface of SiC NPs created electron-hole pairs. After centrifugation for sample B2 with sediment, SiC NPs manifest in slight spectral shift. On the other hand for the supernatant suspension only the smallest SiC NPs should be observed. For this sample (T20) more

	probable is recombination in carbon-based nanostructures due to the relatively higher
	still present in precipitate. SiC can play additional role by changing effective dielectric concentration of carbon found in supernatant. Moreover, PL in wide UV-vis spectral region
	environment of carbon structures lowering energy (red-shifting) and oscillator strengths was reported for similar carbon structures [9-10,12-15].
	(lower absorption) of the electronic transitions in SiC-carbon complexes. Nature of this
	interaction is still unclear and should be subject to additional studies.
	3.3.2.3.	PL spectroscopy
			Energy (eV)	
		3.2 3 2.8 2.6 2.4 2.2	2	1.8
		1.6		
		1.4		λ ex =343 nm
	PL intensity (n.u.)	0.4 0.6 0.8 1.0 1.2	last sediment (B2) first sediment (B0)		Figure 3.18: PL spectra of first and last sediment and supernatant suspensions.
		0.2	first supernatant (T0)	
			last supernatant (T20)	
			400 450 500 550 600 650 700 750
			Wavelength (nm)
		It is worth to remark that PL maxima (~450-470nm) are located far above
	corresponding bandgap of SiC substrate (~540 nm). It is even more surprisingly for naturally
	sediment sample (B0), where only the biggest SiC NPs with bandgap energy emission should
	be found. This observation is probably related to an appearance of small structural features in

2 

domains, and level of oxidation, one can assume that observed optical properties are related to carbon structures seen in TEM images, while absorption level of SiC structures is considerably lower due to low concentration of the related structures. Together with increased RLS in initial suspension, blue-shifted and increased absorption levels upon centrifugation are related to the fractioning and detaching of carbon-based nanostructures from the initial complex carbon-Extra optical properties of the centrifuged suspensions were studied by PL spectroscopy as shown in Figure

3

.18. All samples were diluted in ethanol to compare low concentration suspensions where concentration dependent spectral changes do not occur. Measured spectra were normalized and shifted by a constant value for clarity. Only slight spectral shift (<20 nm) can be observed for samples B0->B2 and T0->T20. No additional spectral changes like peak broadening can be deduced from spectra. Similarities of peak positions in both precipitated (B0, B2) and centrifuged (T0, T20) samples suggest common nature of the observed PL. fragments of nanoporous network with interconnected NPs, which were not transformed into small NPs (carbon and/or SiC) during nanopowder preparation. Very low PL intensity was observed from the sample supporting this assumption, since larger nanostructures favour higher delocalization of

  (λ exc =343 nm). Very low QY of T0 sample is suggested by high laser absorption (lower scattering) in comparison with rhodamine, while PL intensity remains much lower (see insets in Figure3.19). For T0, T1, T2 samples calculated QY gives 0.56%, 0.57%, 0.74%, respectively. As one can see, increased centrifugation value leads to QY rise. From one side,

Dipole and coupled multipole modes Coupled dipole modes

  

				Energy (eV)		
		3.6 3.3	3	2.7	2.4		2.1
	Ext., Abs., Scat. (a.u.)	1.0 0.2 0.4 0.6 0.8		350 400 450 500 550 600 Wavelength (nm) λ=429 nm λ=433 nm E Extinction (a.u.) S A	Figure 4.12: Calculated absorption (A), scattering (S), and extinction (E) spectra for the nano-Ag/SiN X /glass substrates described above. Inset shows an experimental extinction spectrum of the plasmonic
		0.0						nano-Ag/SiNX/glass
		350	400	450	500	550	600	substrates for comparison.
			Wavelength (nm)		

4.12 and Figure 4.13).

  

					Energy (eV)
			2.4	2.2	2			1.8	1.6
		25					
		20						Figure 4.14: Room temperature PL
	PL intensity (a.u.)	5 10 15					SiNx SiC NPs/SiNx	spectra (excitation wavelength λ=457 nm) of: SiN X substrate (black squares), SiC NPs deposited on SiN X substrate (green circles), nano-Ag/SiN X substrate (red triangles), and SiC NPs deposited
		0	500	550	600	650	700 nano-Ag/SiNx 750 SiC NPs/nano-Ag/SiNx 800	on nano-Ag/SiN X substrate (blue triangles).
					Wavelength (nm)
					Energy (eV)
			2.4	2.2	2			1.8	1.6
	PL intensity (a.u.)	6 9 12 15 18 21 24	SiC NPs/nano-Ag SiC NPs x5	6 9 12 15 Enhancement factor	500 550 600 650 700 Wavelength (nm)	Figure 4.15: Corrected PL spectra of the SiC NPs on: SiN X /glass (brown circles) and nano-Ag/SiN X /glass (green triangles) substrates. Inset shows
		3						spectrum of the PL enhancement factor.
		0					
			500	550	600	650		700	750	800
					Wavelength (nm)

After subtraction of the corresponding references, PL spectra of the plasmon enhanced and original SiC NPs are shown in Figure 4.15. One can see that the SiC NPs deposited onto the nano-Ag/SiN X /glass clearly show a drastic increase of their PL intensity in comparison with the spectrum obtained on a reference structure without the Ag NPs. It is worth noting that the PL peak is shifted toward the short-wavelength region revealing interaction of local plasmons with the emitting NPs. Spectral dependence of the PL enhancement factor obtained by division of the spectra is shown in inset of Figure 4.15. 6-fold enhancement level which remains constant at long-wavelength region (starting from about 630 nm) reflects an averaged excitation/absorption enhancement, while maximum 15-fold enhancement value reached at

about 500 nm results from both absorption and emission enhancement. Moreover, a monotonic increase of the enhancement factor with decreasing emission wavelength perfectly correlates with a similar increase of the scattering/extinction spectra of the plasmonic nano-Ag/SiNx substrates in this spectral region (see Figure

  Far-field scattering and extinction spectra are simulated in order to estimate plasmoninduced emission enhancement in the TPPL process. The normalized simulated and experimental extinction spectra are compared in Figure4.17. A good correlation of the spectral peak positions can be stated, which is partially due to the reasonable trial-and-errors fitting of the immersion depth of the Ag NPs into the dielectric layer. It is worth noting that slight differences at the long wavelength region are caused by still insufficient size of the simulated region, and small discrepancy between physical phenomena in closely spaced NPs (s<1 nm) and implemented FDTD (see discussion on near-field coupling). Nevertheless, in present case number of such closely interacting NPs is rather small and thus the performed simulation gives an excellent way to estimate an order of magnitude for the field enhancement and scattering efficiency of such samples.

				x2 x2 x2 x2				
									B
		Int. ex.	400nm 400nm 400nm 400nm 400nm 400nm 400nm	450nm 450nm 450nm 450nm 450nm 450nm 450nm	500nm 500nm 500nm 500nm 500nm 500nm 500nm	550nm 550nm 550nm 550nm 550nm 550nm 550nm	600nm 600nm 600nm 600nm 600nm 600nm 600nm	650nm 650nm 650nm 650nm 650nm 650nm 650nm	700nm 700nm 700nm 700nm 700nm 700nm 700nm
		1.0			Extinction (simulation) Scattering (simulation)
	Extinction (n.u.)	0.4 0.6 0.8 0.2			Extinction (experimental)	Figure 4.17: Calculated extinction spectrum (solid blue curve), calculated scattering (red dashed curve) spectrum and experimental
									extinction spectrum (circles).
		300	400	500	600	700	800
					Wavelength (nm)	
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-fold higher in comparison with "no-metal" substrate, while the surface-averaged enhancement value is around 220-fold level.

Cette thèse est accessible à l'adresse : http://theses.insa-lyon.fr/publication/2012ISAL0105/these.pdf © [Y. Zakharko], [2012], INSA de Lyon, tous droits réservés
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