General introduction

It is hard to imagine the sphere of life that was not influenced or at least slightly touched on by microelectronics. Being one of the gems of the general scientific breakthrough in the last century, its capacity as a science opens boarders for emerging technologies and stimulates comprehensive and profound research of new horizons. As an industry microelectronics spreads to new challenges from economic reliability and quality to design. In a moment, which lasted several decades but that is comparatively small to age of our civilization, microelectronics became a revelation and wizardry that makes our everyday life more comfortable, effective and accessible.

The rate of development of microelectronics brings us to well-known Moore law, which has proved its verity in the last half of the century: the number of the components in the Integrated Circuits was doubling every two years. In the words of numbers the world science and industry managed to increase the number of transistors per chip by a factor of 5×10 5 with relevant decrease in the smallest feature size on a chip by a factor of 700, being about 14 nm up to date. The trend of miniaturization is still there, but obviously its limit lies somewhere in the atomic scale. This natural limitation should be bypassed by some technological breakthrough in order to keep the tendency defined by the Moore's law. However, economical reasons can suppress the lowering of the size of the chip features even earlier -it might be not reasonable to miniaturize the chip parts anymore due to high costs of the technology implementation. While the cost of one transistor decreased significantly during last decades, the general price of the whole manufacturing process (starting from research and development of the new technology, reliability tests and manufacturing) increases exponentially with time. This second law (called Rock's law or Moore's second law) may not limit the general scientific development but it may stop the application of the existing approaches to fulfill the basic Moore's law.

Therefore, to keep the trend of complexity growth of the integrated-circuit technology some new approaches should emerge. One of them is the transition from two-dimensional paradigm to three-dimensional one in packaging of the integrated circuits, which should provide few more generations to go. One of the principal limitations in the packaging is the ability to join different parts of the integrated circuit. The process used for this is soldering, meaning the joining of metallic parts by use of a filler metallic alloy or pure metal (solder alloy) placed between the parts to be joined. The whole system is heated at a temperature, higher than the melting point of the filler alloy and lower than the melting points of both parts to be joined. A good adhesion should be attained not only between the liquid alloy and the solid parts but also between the solidified alloy and the solid parts after cooling at room temperature.

There are numerous phenomena that intervene in the soldering process such as: wetting of the solids parts by the liquid alloy and solid/liquid interfacial interactions (dissolution, diffusion, nucleation and growth of interfacial products) when the solder is in the liquid state (reflow process) as well as undercooling, nucleation and solidification of the bulk solder alloy during cooling of the whole system to room temperature.

Soldering is the one mostly used techniques in microelectronic industry to join the under-bump metallization layers (UBM), namely the Cu thin films on the printed boards, Cu wires, etc. The Cu-Sn system is the most in demand system in the soldering technology and the Sn-based solders, often used in the form of a solder ball, are serving almost all the packaging techniques. The size of the solder balls in the packaging technology is less than 100 µm and decreases following the trend of miniaturization.

The size of the solder bumps used during that process dictates the ability to miniaturize the whole chip assembly. The various technological difficulties emerge with this miniaturization. One of them is the anisotropy of the joint properties due to the development of very limited number of the grains formed at the interface between solder and metallic substrate or inside the solder bulk. It becomes crucial to control the interfacial interactions between the solder bulk and the substrate but also the microstructure of both solder and metallic substrates before and after soldering in order to limit the reliability issues, which emerge during in-service operation of the device. For example, the use of the nanostructured copper substrate full of nano-twins can be beneficial for control of the microstructure of the microbumps.

By using nanosized constituents (or nanostructured components) the modern science came to another field called nanoelectronics. Its degree of success in mass production of devices is very limited at the moment. One of the main reasons of that is the implementation of the bottom-up approach in building of the devices from molecular level. This approach is very challenging and requires the understanding of key processes that control evolution of the nano-sized structural parts.

When the size of a solder bump decreases significantly (for example up to about some micrometers), the interfacial interactions should be controlled at the nanometer scale in order to control the interfacial microstructure. Moreover, during cooling of the system down to the room temperature, very high degree of undercooling can be attained in such micrometric systems leading to the appearance of metastable equilibria and/or metastable phases that can deeply influence the microstructure of the solder ball and thus the mechanical properties of the joint. Thus, the fundamental study of such phenomena in the most used solid Cu/liquid Sn system in joining technologies for electronic industry becomes crucial nowadays.

The mentioned above scientific challenges in micro-and nano-electronics concerning soldering process define the scope of this thesis. We aim to answer key scientific questions in the field of soldering, which are important for resolving the problems that emerge with required miniaturization of the Integrated Circuits.

Firstly, we describe in Chapter 1 the problematic of the modern soldering technology in more details. It includes an overview of the packaging technology, in-service mechanical reliability, wettability of metallic substrates by liquid solders and reaction between them (dissolution, nucleation at interfaces and growth kinetics of the reactive layers) as well as the nucleation phenomena on the solder bulk that intervene during cooling.

The Chapter 2 summarizes all the experimental methods and materials used in this study. In particular, it gives detailed description of the processing of bulk intermetallic phases used for wetting experiments as well as description of the specific equipment used for the study of the initial stage of interaction between the liquid solder and Cu substrate.

As our purpose is to provide a deep insight into the initial stages of interaction between metallic substrates and liquid alloys (such as nucleation and growth), the knowledge of the basic parameters of this process is crucial. The contact angle of the liquid solders over the copper substrate, that in principle allows evaluation of the interfacial energies, is one of these parameters. For this purpose, in Chapter 3 we study in particular the wettability of the Cu substrate by the liquid Sn-based solders. At the reactive Cu/liquid Sn based alloys (often Sn-Ag-Cu alloys) interface, two intermetallic layers are formed, Cu 3 Sn at the Cu side and Cu 6 Sn 5 phase at the solder side. Thus, for the study of the reactive wetting, but also of the nucleation phenomena at reactive interface, it is very useful to know the wetting properties of these intermetallic phases. Moreover, as during cooling of Sn-Ag-Cu solders, the Ag 3 Sn phase can nucleate first inside the solder bulk, the wetting properties of this phase by the liquid solder are very useful for the study of nucleation in the supercooled liquid solders. For these reasons, in Chapter 3 we have studied also wetting of Cu 3 Sn, Cu 6 Sn 5 and Ag 3 Sn intermetallics by liquid Sn.

In Chapter 4, the question of the nucleation at the solid Cu/liquid alloy interface during the soldering process as well as that of nucleation inside the solder bulk during cooling of the system down to room temperature are treated from both experimentally and theoretically points of view: -In order to answer the important question of the phase formation sequence at reactive Cu/liquid Sn interface we have performed specific experiments of very fast dipping of Cu foils in liquid Sn (reaction time from 1 ms to 1 s). Moreover, we have developed the theoretical approach on the suppression criteria of the second phase formation (Cu 3 Sn in this case) at Cu 6 Sn 5 /Sn interface of the Cu/Cu 6 Sn 5 /Sn system.

-The nucleation of Sn in the supercooled liquid Sn-Cu alloy is studied by specific Differential Scanning Calorimetry experiments performed by using cyclic temperature change of the solder with total melting or with partial melting of the solder in two configurations (a) solder over Cu 6 Sn 5 phase and (b) solder without any specially prepared interfaces. Moreover, in this Chapter, a theoretical approach of heterogeneous nucleation is proposed in order to determine the sites of the favorable nucleation.

The morphology and the thickness of the intermetallic layers formed at solid Cu/liquid Sn interface play a crucial role on the physical properties of the interfaces as well as on the mechanical properties of the joint. In literaturea lot of controversy exists concerning the exponent of the growth law of the Cu 6 Sn 5 layer and above all concerning the mechanisms governing the growth and the morphology of this layer. In order to give a deeper insight into this field, we performed two kinds of specific experiments on the Cu/Sn system that are presented in Chapter 5:

-We compare the kinetics of Cu 6 Sn 5 phase growth for normal couple Cu/liquid Sn and for the incremental couple Cu 3 Sn/liquid Sn. The change in the growth rate may give us a link with the mechanism of the IMC growth.

-We compare, for the first time, the reaction of copper with metastable liquid solder and with stable solid solder at the same temperature. This is achieved by performing specific DSC experiments in order to monitor and control the physical state of the alloy as well as to set the accurate reaction temperature. By this way, we reveal the factors that affect morphology of the reaction products and mechanisms of the growth of phases, thus a modeling of growth kinetics is proposed.

Finally, in this Chapter, a theoretical evaluation (for the first time) of the liquid channel width inside the Cu 6 Sn 5 phase, responsible for the fast diffusion paths through this phase, in the Cu/Cu 3 Sn/Cu 6 Sn 5 /Sn system, is performed.

A synthesis of the main conclusions of this study will be given at the end of this manuscript as well as a certain number of perspectives concerning some of the fundamental questions about soldering process that are not yet elucidated.

Chapter 1: Bibliographic literature review

1) Introduction

In this bibliographic review we firstly tend to describe in section 2 the knowledge base of the soldering technology starting from essential topics concerning the physical aspects of the process itself. We will also mention various applications of soldering to different joining technologies in microelectronics.

A certain number of phenomena take place during the soldering process: wetting of the substrate by the liquid alloy, nucleation and growth of reaction compounds at the liquid solder alloy/interface and nucleation of the tin (and Cu 6 Sn 5 compound) in the solder bulk alloy during cooling.

Section 3 gives a literature review on the wettability of Cu substrate and Cu-Sn intermetallics by pure liquid Sn or Sn-based alloys. The section 4 describes the state of the art of the nucleation and growth kinetics of intermetallic layers at liquid solder alloy/Cu interface and, finally, section 5 concerns the nucleation of solid tin in the liquid alloy during solidification.

2)

Soldering in microelectronics 2-1) Introduction Soldering is the key technological way to join the separate metallic parts with use of the filler metallic alloy or pure metal placed between the parts to be joined. Known for thousands of years, this technique is the one mostly used in microelectronic industry to join the underbump metallization layers (UBM), namely the Cu thin films on the printed boards, Cu wires, etc. The Cu-Sn system is the most in demand system in the soldering technology and the Snbased solders are used in almost all the packaging techniques. The solders (soldering alloys) are basically the pure tin or tin-based eutectic alloys often used in the form of a solder ball. The most used solder alloys nowadays are the Sn-based Sn-Ag-Cu alloys called SAC alloys. The size of the modern solder balls used in the packaging technology is less than 100 µm and decreases following the trend of miniaturization.

The conventional solder reaction that develops during the so-called reflow process incorporates reactive wetting of the copper substrate with instantaneous reaction growth of common intermetallic compounds (IMC) at the solid substrate/liquid solder interface [Tu_2007]. Reflow operation is the heating cycle, during which the temperature exceeds the melting eutectic temperature of solder by two-three tens of degrees and the allotted time of reaction is fixed to be couple of minutes (typically 2-3 minutes).

The permanent trend of miniaturization produces the new challenges. The most crucial are the reliability issues. The significant decrease of the solder size obeys the following tendency [Tu_2013]: (i) the modern flip-chip technology operates with solder balls with diameter of 100 µm; (ii) the transition to 3D-integrated circuits lowers the size to 20 µm; (iii) the forecast is that the solder joint diameter could be reduced down to 1 µm.

2-2)

The Cu-Sn system in soldering technology There are two common IMCs in soldering, Cu 6 Sn 5 and Cu 3 Sn. The IMCs appear in the form of submicron embryos which grow rapidly and merge to continuous layers. The nucleation rate of the IMCs, the sequence of their nucleation and place of nucleation are the topics of great scientific interest and discussion. As operation temperatures of the microelectronic devices are significantly lower than the melting temperature of the solder, the rapid growth of IMCs during the short reflow process plays a crucial role in the establishing of the strong mechanical bond between the substrate and the solder.

2-3)

Packaging in the microelectronics There are different methods of joining in packaging technology, see for example Ref. [Tu_2007]. Here below we will develop three of them: (i) the wire bonding and (ii) the flip chip method and (iii) the advanced packaging methods for Integrated Circuits (IC). Finally, some reliability issues in microelectronics in relation with the mechanical strength of the joint will be presented.

2-3-1) Wire Bonding method This method is considered to be one of the cheapest and effective ways to make interconnect between IC or its components and the package terminal or the printed board. The modern industry uses the copper wires with a diameter as small as 20 µm [Amkor 2012] and the roadmap is that the wire diameter should achieve submicron size in the close future. The expensive gold wires were also used for a while but industry almost succeeded in the replacement of them by the cost-effective Cu wires.

To make a good soldering of the Cu wire to the Board Pad the wire is coated by the lead-free tin-based layer. The bond between Cu wire or leg and the Board Pad is made by reflow of the solder bump (see Figure 1-1). The insufficient amount of the I/O (Input/Output) pads could be the serious obstacle for the bonding of the single die by the wire bonding technique. The problem emerges due to the limited place on the perimeter of the die where the wires could be bonded. Nevertheless, the wire bonding is widely used nowadays when the number of the needed I/O pads is small. It is also used to stack multiple chips on each other.

2-3-2) Flip Chip method

In the packaging technology we can distinguish different approaches and techniques which are used on the basis of the desired device portability, manufacturing costs and inservice conditions. The good example could be the conventional flip-chip method firstly introduced by IBM for the half a century ago. This method is used normally for the single die attachment on the printed board and it was a technological breakthrough at the time of its introduction. As it can be seen from the Figure 1-2 the key benefit of the technology is a high density of the I/O conductive solder bumps placed directly on a chip surface. Once the bonding (normally after the first reflow) is made between die and the Ball-Grid Array (BGA) on its surface the complete assembly is "flipped" and bonded with a printed board by the second reflow process. After that the complete medium between chip-die and the printed board is filled by the special underfill (normally an epoxy) to achieve the mechanical strength and thermal stress resistance.

A typical temperature-tim the reflow the soldering alloy during cooling.
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2-3-3) Advanced packa

To fulfill the demand of the advanced methods of pa classification in terms of the classification incorporates 2D, the approaches to group diffe second classification include system-on-chip (SoC), package

The good example of th above methods of joining as fl the through-silicon-vias ( TSVsThe example of simultan shown schematically on the F here. The wire-bonding is use shows the cross-section of the 6 time profile of the reflow process is given in loy melts, wets the substrate, reacts with it an gy operates with fine-pitch interconnects as s tin-based solders [Tung_2014].

Grid Array (BGA) of solder balls on a chip aging technology process [Tung_2014] for join strate with Cu pads (b) with alignment pick a ure-time profile of the reflow measured by the ckaging methods for Integrated Circuits (IC) of miniaturization and power efficiency the indu packaging. The general classification disting he number of the planes at which the IC dic D, 2.5D and 3D stacking) and grouping classif fferent dice, chips, packages on/next each oth udes system-in-packaging (SiP), system-on age-on-package (PoP) etc. the 3D IC could be the 3D SiP that incorpor flip chip and wire bonding with multiple dice s Vs) to connect directly the dice for the "commu ltaneous use of the wire bonding and double fl Figure 1-4a. This is a simplified case as the used to link the upper die with a SiP substrate the real SiP package that was consolidated wit 2-3-4) Reliability in microelectronics Regardless the size of the solder joint, its prolonged heating during operation of the device results in the solid-state aging of the joint with slow but constant growth of the IMC layers. The reliability issues connected with voiding and subsequent mechanical weakening of the solder joint due to the thickening of the IMC's are emerging during long-term solid-state annealing.

2-3-4-1) Mechanical strength of the solder bumps and microbumps a) Solder bumps

The small size of the solder balls and an unaltered thickness of the under-bump metallization can lead to complete transformation of the solder bulk to the IMCs. It is under discussion whereas the IMC are brittle and can cause the failure of the solder joint [Keller_2011] but numerous shear stress experiments point to Cu 6 Sn 5 phase as the most brittle one.

Figure 1-5 shows the principal scheme of the shear test applied on the solder bump. Generally two parameters that are varied in such type of the test are the shear height and the shear speed [Bertheau_2014_II].

b) Solder microbumps

The shear test proposed by Bertheau et al [Bertheau_2014_II] was applied to the SAC microbumps placed over the copper pillars with diameter of 25 µm and overall height (h) of 16 µm (see Figure 12345). The solder joints were isothermally annealed for different times before the test. The time of the annealing varied from 0 (as reflowed) to 30 min and the temperature was set to be 240°C. Due to the liquid state reaction the Cu 6 Sn 5 IMC layer was significantly thicker than Cu 3 Sn layer but the later contained the Kirkendall voids as early as just after reflow (see Figure 1-6a). The longer annealing time resulted in the transformation of the almost 60% of the solder bulk to the IMC (see Figure 1-6b). The shear rate varied from 70 µm/s to 500 µm/s. The load was applied on the different heights and namely on the different regions: to the copper pillar (the height between 11 and 12 µm), the interface region between two IMC's -Cu 3 Sn and Cu 6 Sn 5 phases (the height between 13 and 14 µm) and the last tested region was a pure Cu 6 Sn 5 bulk (the height between 15 and 16 µm). Whatever the rate of the shear test the results indicate that the shear force decreased with increase of the shear height (see Figure 1-6c). The main conclusions of this study include the fact that the Cu/Cu 3 Sn interface was found to be as strong as the Cu 3 Sn/Cu 6 Sn 5 interface despite the absence of the Kirkendall voids on the later. When the shear test was conducted on the area of the single Cu 6 Sn 5 layer, the combination of the ductile and brittle profiles was observed supporting the claim of the brittleness of this IMC.

2-3-4-2) Voiding in the solder joint

The voiding in the solder joints is due to two reasons: Kirkendall voids and voids induced by electromigration. A short description of formation of both types of voids in solder joints is given in the following.

a) Kirkendall voids

The first reason of voiding is due to the difference of diffusion fluxes of Cu and Sn atoms during solid-state aging or operation heating [Tu_2007]. The formation of voids is strongly connected with formation of the Cu 3 Sn (and Cu 6 Sn 5 ) IMC layer during reaction between Cu and Sn. As the Cu 3 Sn forms the flux of vacancies emerges in the direction of the Cu substrate and the lack of the sinks results in the voids formation.

It is still under discussion the choice of the proper substrate or electrolyte for the electroplating of the Cu pads to eliminate the formation of the Kirkendall voids. For example, in the literature there is a discussion whether the Kirkendall voids are formed on the bulky polycrystalline Cu substrates or electroplated foils [Yin_2011, Yu_2014].

b) Electromigration induced voids formation

The second reason of voiding process is the electromigration induced void formation [Tu_2003] which appears due to current crowding. Tian et al [Tian_2011] have studied the rapid electromigration induced void nucleation and growth in flip chip solder joint, using synchrotron radiation. The formation of the numerous voids was revealed instead of the formation of a single void (see Figure 1-7a). A model of the void nucleation, similar to the Johnson-Mehl-Avrami (JMA) or Kolmogorov-Mehl-Avrami (KMA) models, was proposed and the good fit of the experimental results by Weibull distribution was achieved for the lifetime prediction of the joints under electromigration tests (see Figure 1-7b). ) experimental points and model fit. X T is the fraction of the transformed phase (evidentially, the pores fraction) [Tian_2011].

2-4)

Conclusions It was shown in this paragraph that Cu-Sn reaction is of key interest regardless the exact technique used in packaging (wire bonding, flip-chip or sophisticated combinations of techniques). The reliability of the joints depends on the production quality and ability to control emerging phenomena during in-service operation of the devices. The reliability issues include initial quality of the interface between solder and substrate, mechanical strength of the joint due to their mechanical properties and voiding. That is the reason why wetting of the under-bump metallization and its reaction with solder is of peculiar interest for the microelectronics.

3)

Wettability of C alloys

3-1)

Introduction The wettability of the co interest as it strongly affects t joint as well as the initial rea general, the wetting can be dis The soldering technology inc content are highly reactive w formation of intermetallic com simultaneously -reactive wett including surface finish, solder substrate or solder surface.

We focus our attention o on the wetting of the prepared General aspects 3-2-1) The fundamenta The wettability of a plan presence of a third vapor phas formed at the triple line, whe corresponds to the perfect we solid (see Figure 12345678). The par < θ < 180°. In this case a sph sub-cases can be distinguished angle is higher than 90° (see F (see Figure 1-9b).

(a)

Figure 123456789. Two cases of the case of a non-wetting (a) a

In the "ideal" case, whe chemically homogenous, the Young's equation [Young_180 of Cu and Cu/Sn intermetallic surfaces by liq common surfaces in the microelectronic indu ts the geometry and mechanical reliability of t reactivity at the interface between origin subst distinguished as non-reactive and reactive [Eust incorporates the latter as far as common sold with Cu, which means that the wetting is ompounds at interface [Tu_2007] (often both etting). The wetting process is governed by th der viscosity, ambient atmosphere, reactivity an n on the wetting of pure metallic Cu and Ni su ed IMCs surface by liquid lead-free solders with cts of wetting : thermodynamics ntal equations of wetting and adhesion lanar solid surface (S) by a non-reactive liquid hase (V) can be characterized by the equilibriu here all the phases come into contact. The ca wetting with formation of a very thin film on artial wetting is characterized by the contact an pherical liquid droplet is formed on the solid s ed in this case: the so-called non-wetting liqui e Figure 1-9a) and wetting liquid with contact hen the solid is flat, smooth, not mechanica e equilibrium contact angle can be expresse 805]:

liquid Sn or Sn ndustry is of primary f the substrate/solder bstrate and solder. In ustathopoulos_1999]. solders with high Sn is followed by rapid th processes proceed the set of conditions and oxidation of the substrates as well as ith high tin content. where γ SV , γ SL and γ LV are the interfacial energies at solid-vapor, solid-liquid and liquidvapor interfaces respectively.

Equation (1-1) can be presented in another form by considering the work of adhesion W a defined by [START_REF] Dupré | Théorie mécanique de la chaleur[END_REF]. This quantity represents the energy needed to separate reversibly a unit area of the solid/liquid interface and to transform it to two free surfaces: solid/vapor and liquid/vapor. If we take into account the physical meaning of quantities W a and γ LV in the Eq. (1-3) then we'll find that the wetting phenomena is the competition between forces of adhesion at solid/liquid interface (which promote wetting) and the forces of cohesion (which tend to minimize the surface area between liquid and vapor).

3-2-2) Wetting of real solid surfaces

The real surface cannot satisfy all the conditions needed for the proper application of the Young equation. In fact, when the real surfaces are involved in the wetting the contact angle θ can vary in the interval defined by the advancing contact angle θ a measured after the spreading of the droplet and the receding contact angle θ r achieved when removing the liquid.

It is always valid that [Eustathopoulos_1999]:

θ r < θ Y < θ a
(1-4) There are two reasons for that: (i) the surface roughness and (ii) the chemical heterogeneity of the surface, which can lead to the pining of the triple line in the certain point of the given interval (see ). The first one includes the appearance of obstacles for the spreading or shrinkage of the droplet, whereas the second one deals with the deterioration of the surface. The mentioned variation of the wetting angle on the real surfaces is called the wetting hysteresis.

3-2-3) Effect of the surface asperities

The effect of roughness of the surface on the contact angle was firstly considered by R.N. Wenzel [Wenzel_1936]. He supposed that the only effect of the roughness is the increase of the actual interface area by a factor k (Wenzel factor). This factor is equal to the ratio between the actual solid-liquid interface area and the ideally planar interface area limited by the triple line. Wenzel minimized the free energy of the system and obtained the simple dependence of the contact angle on the rough surface θ W on the Young's contact angle θ Y : cos θ W = k cos θ Y

(1-5) and showed that k > 1.

In the model of Wenzel it is supposed that the size of the surface defects is negligible in comparison with the size of the droplet. Therefore, the geometry of the defects is not influencing the wetting. Eq. (1-5) predicts the increase of the contact angle for intrinsically non-wetting systems (with θ Y > 90°) and decrease of the contact angle in the wetting systems.

Nevertheless, the experimentally proved variation of the contact angle between the advancing and receding contact angles cannot be described by this model. R. Shuttleworth and G.L.J. Bailey [Shuttleworth_1948] proposed a model valid for interpretation of the wetting hysteresis. In their model they consider the possible pining of the triple line in the positions, which could not be predicted by the Wenzel model. In fact, the concept of the local microsco was used to explain the pinning As it can be seen from Young's contact angle becaus surface, whereas the "real" m angle. For the same reason the dimensional roughness which the triple line, the value of the where θ max is a maximum slo surface. Thereafter, the mod contact angle hysteresis with a Practically, the exper depends not only on the valu energy, which can be used [Hitchcock_1981] experiment roughness. They found that th mean height and λ a is the "wav the real contact angles, which 2 or 3°) then we need to ha substrates with R a ≤ 100 nm need to consider that value wh copic contact angle, which is equal to the Yo ing (see Figure 1-10). tic representation of the roughness impact on huttleworth et Bailey [Shuttleworth_1948].

rom Figure 1-10, the advancing contact angle ause it is measured relatively to the general microscopic contact angle is equal to intrinsi the receding contact angle is underestimated. I ch is due to the appearance of the asperities, w he contact angle can vary in the range: 3-2-4) Effect of the chemical deterioration of the surface The presence of two phases with different chemical composition on the solid surface leads to a phenomena similar to the one that appear due to the surface asperities. Let us consider the simple case of the surface composed with two phases α and β with surface fraction fα and f β respectively. Let it be that the phase β, which is wettable, is characterized by the equilibrium contact angle θ β < 90° and the non-wettable phase α is characterized by the equilibrium contact angle θ α > 90°.

θ = θ Y ± θ max
The macroscopic contact angle in such system can be expressed by the Cassie equation [Cassie_1948]:

β α α α C θ cos ) 1 ( θ cos θ cos f f - + =
(1-7) This equation is similar to the Wenzel equation (1-5) and it gives the equilibrium contact angle on the heterogeneous surface.

In real systems the observed contact angle depends on the distribution of phases on the solid surface and vibration energy of the system. Horsthemke and Schröeder [Horsthemke_1981] took into consideration the texture of the heterogeneous surface and derived the equations for advancing and receding contact angles (that will not be developed here): (1-9) where z max and z min are the maximum and minimum fraction of the triple line length that traverse the non-wettable phase (phase α).

3-3)

Wetting dynamics Having discussed the static wetting and the fundamental equations of wetting we can now turn to the wetting dynamics, the process that covers the spreading of the spherical droplet from the moment of the first contact with the substrate and till relaxation to the equilibrium form. We should distinguish two cases:

(i) Non-reactive systems: In such systems the interfacial energies are staying constant during all the experiment.

(ii) Reactive systems: In this case the interfacial energies can change during the process due to formation of the intermediate phase(s) at the liquid/solid interface.

It should be noted that in the following study the case of the deposition of the "massive" droplets (with mass exceeding 100 mg) is excluded for the reason that the gravitation forces can deform the shape of the spherical droplet. The Laplace tension and wetting phenomena should be the only processes influencing the shape of the droplet.

3-3-1) Non reactive wetting

The driving force of wetting per unit length of the triple is equal to ( )

LV F cos cos γ θ θ ⋅ - ,
where θ F and θ are the equilibrium and instantaneous contact angles respectively.

If the wetting is limited by viscosity of the liquid then according to Tanner [Tanner_1979] and de Gennes [de Gennes_1985] the spreading rate of wettable liquid (with θ < 90°), U = dR/dt (R is the drop base radius), is given by the expression:

( )

LV F tan cos cos 3 K U γ θ θ θ η = ⋅ - ⋅ ⋅ (1-10)
where η is a dynamic viscosity of the liquid and K is a constant. The liquid metals are fluids with low viscosity (η is some mPa•s -1 ). It explains the very rapid spreading of the metallic droplets (in about 10 -2 s) with velocity of several m•s -1 [Eustathopoulos_1999] In their experiments with water over glass surface A.L. [START_REF] Biance | First steps in the spreading of a liquid droplet[END_REF] have reported that non-reactive wetting starts with inertia regime with square-root law of growth of the droplet base radius (r ∼ t 1/2 , see Figure 1-12a) and lasts approximately from 1 to 10 ms depending on the drop size (Figure 1-12b) and finish with the capillary regime (r ∼ t 1/10 ). A.L. Biance showed also that the duration (τ) of the inertial regime depends on the viscosity of the liquid as well (see Figure 1-12c). In log-log scale the dependence is almost linear with slope 1/4. Figure 1-12. The log-log scale dependence of the base radius r of the water drop, brought into contact with a glass surface versus time, plotted for three different initial droplet radii R = 1.2 mm (ο), R = 0.7 mm ( ) and R = 0.27 mm (∆) (a). The inertial regime with slope 1/2 switches to the capillary regime with slope 1/10. The duration (τ) of the inertial regime depends on the initial drop radii (b) according to [START_REF] Biance | First steps in the spreading of a liquid droplet[END_REF] as well as on the viscosity (c) of the liquid (η).

E. Saiz et al [Saiz_2007] have studied the non-reactive wetting of the Mo substrate by various liquid metals (Cu, Ag, Au) under controlled atmosphere in a vacuum furnace. The partial pressure of the oxygen was kept below 10 -20 atm. The liquid droplets were transferred from above by the sapphire substrate to the Mo substrate. Whatever the droplet size (from 1 to 3 mm), the experimental temperature and the type of liquid metal (see Figure 1-13a), the continuous spreading of the droplet was observed in the first 8 -12 ms whereas the total spreading of the droplets took 10-20 ms. This continuous regime of droplet spreading corresponds to the inertial regime of spreading with time exponent of the droplet base radius dependence as R~t 1/2 and geometrical configuration, at which the liquid bridge exists between the sapphire and the molybdenum substrate (Figure 1-13b). When the liquid link between two substrates collapses the droplets begins to oscillate and contact angle varies also (Figure 1-13c). Moreover, the linear dependence between the spreading velocity v and the dynamic contact angle θ D was detected in some cases, as for example during spreading of liquid Cu at 1150°C (see Figure 1-13d). 

, (b) formation of a S).

modifying the γ LV the e change of the triple uch kind of wetting spond to the angle at the planar solid surface. This effect is purely geometrical and doesn't play an important role except the case when the dissolution is really intensive [Warren_1998].

In the wetting experiments recorded with a rapid camera (recording rate 3.2•10 -4 frames/s) E. Saiz et al. [Saiz_2010] have studied the initial stages of wetting in dissolutive model systems: Cu/Ni, Au/Ni and Au-18wt.%Ni/Ni at 1100°C. The initial spreading kinetics was found to be completely similar to the case of non-reactive spreading as was shown in the previous section [Saiz_2007]. The total spreading time was less than 20 ms with maximum recorded velocity of 1 m•s -1 . In the case of the Cu drop on Ni substrate at 1150°C the inertial regime with R ~ t 1/2 took approximately 5ms with subsequent oscillation of the droplet after the liquid neck breakup (see Figure 1-15).

Figure 1-15. Evolution of the contact angle θ (descending) and drop base radius R (ascending) during very initial stage of the dissolutive wetting in the model Cu/Ni system at 1150°C [Saiz_2010]. The continuous spreading (i.e. inertial stage) took 5 ms, the radius changed by R ~ t 1/2 law during this stage.

3-3-2-2) Formation of the reaction layer at the interface

In this paragraph we will review the role of the interfacial reaction in wetting, by the formation of a new three-dimensional phase in the form of a continuous layer at solid/liquid interface. Even if the thickness of the reaction layer is negligible in comparison with macroscopic dimensions of the droplet, the contact angle can be drastically influenced by the presence of the reaction product. The multiple studies (see for example Refs. [Kritsalis_1994, Espie_1994, Landry_1996]) have shown that the final contact angle in reactive systems (θ F ) corresponds to the equilibrium contact angle of the liquid on the reaction product (θ F ≈ θ P ). In these systems, the reaction product (P) is formed by reaction between substrate and a reactive species contained in the liquid alloy.

The kinetics of wetting in reactive systems depends on the kinetics of the lateral growth of the reaction product at the triple line that is controlled itself by one of the following mechanisms [Landry_1996]: (a) reaction controlled by kinetics of reaction at the triple line (b) reaction controlled by the diffusion of the reactive species from the centre of the droplet to the reaction front.

a) Reactive wetting limited by the chemical reaction at the triple line

In this case the supply by diffusion of the reactive specie to the triple line is not the limiting process. Typical examples of such type of wetting process are the liquid Al/C [Landry_1996] and Cu-Si/C couples (Figure 1-16). In the latter case the wetting is limited by the formation of the SiC compound at the interface. In their works, O. Dezellus et al [Dezellus_2000, Dezellus_2002] give an example of the spreading R(t) curve and explain its evolution [Dezellus_2002, Dezellus_2003]. Dezellus et al. based their description on the initial approach of K. Landry et al. [Landry_1996], but a lot of modifications allowed them to describe the experimental results better. ( ) ( )
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Figure 1-17. The wetting process controlled by diffusion of the reactive element B from the centre of the droplet to the triple line. The decrease of the wetting velocity is linked with decrease of the diffusion field during spreading. Mortensen et al. [Mortensen_1997] developed a simple analytical model that derives the expression for the wetting velocity v = dR/dt controlled by the diffusion with spreading kinetics proportional to the instantaneous contact angle θ:
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D is the diffusion coefficient of the reactive specie in the liquid phase, e is the thickness of the reaction product at the triple line, n v is the number of moles of the reactive specie per unit of volume of the reaction product and F(t) is a function of time, which for the experimental condition of the sessile drop is practically a constant (~ 0.04). C 0 is the initial concentration of the reactive specie and C e is its equilibrium concentration at the triple line. Contrary to the case (a), the reactive wetting limited by diffusion is not appearing to have the linear part on the R(t) curve (see A'C stage in Figure 1-16a). Otherwise, the wetting velocity is independent from the substrate structure, that is confirmed by experiment [Drevet_1996].

3-4)

Wetting of Cu and Cu-Sn intermetallics by liquid Sn or Sn based alloys The soldering reaction (or reflow) is a wetting process during which the Cu substrate is wetted by the tin-based solder. As far as Cu is highly reactive with Sn, the wetting in this case is a reactive wetting with formation of the common intermetallics (Cu 3 Sn and Cu 6 Sn 5 ) at the interface.

In this section we will present a review of the literature results on the wetting of Cu and Cu-Sn intermetallics by liquid Sn or liquid Sn-based alloys.

3-4-1) Wetting of Cu Matsumoto et al. [Matsumoto_2005] reviewed the experimental data on wetting of Cu by lead-free solder alloys (Sn based alloys). Accordingly to their review, the final contact angle of Sn and lead-free Sn-based solders on Cu substrate at T = 240-300°C lies in the range 26-43°.

In their investigation [START_REF] Arenas | Contact angle measurements of Sn-Ag and Sn-Cu lead-free solders on copper substrates[END_REF] report that the final contact angle of Sn-Ag-Cu alloys on Cu substrate measured by using the sessile drop method have been found to be lower than 26°. Low contact angles were obtained by wetting of polished substrates by lead-free solder by using RMA flux under air. The reflow time was set to be 2 min, the contact angle measurement were made from side-view images in situ, the temperature varied in the range 240-280°C and the values were measured three times. The lowest values of the final contact angle θ were obtained at 240°C and θ increased with the temperature for all solders except Sn-0.7wt.%Cu. Authors reported θ = 17° for .Cu at 240°C. The lowest value of contact angle for Sn-0.7wt.%Cu was 17° at 280°C. Note however that such contact angles are obtained after 2 min of interaction between liquid alloys and solid Cu.

B B

А-В

Reaction product

Substrate Substrate Amore et al. [Amore_2008] investigated wetting of binary lead-free Sn-based alloys with high Cu content (5-30 at.%) on Cu and Ni substrates under controlled atmosphere (under Ar with a partial pressure of oxygen between 10 -4 to 10 -2 Pa) without flux using sessile drop technique. The mass of the solder material was 0.1 g. The heating rate was 12 K/min and isothermal conditions for 600s were maintained at each temperature step (400, 500 and 600K). Very low contact angles <5° were obtained for Sn-Cu alloys with high Cu content on Cu substrates. The contact angle and temperature versus time for Sn-5at.%Cu alloy on Cu are given on the Figure 1-18. Due to very long reaction time and small mass of the solder the formation of very thick (>200µm) reaction product, namely Cu 3 Sn phase (due to the high final reaction temperature) was observed. Thus the reported values of contact angles lower than about 25° (see the rapid slope change of the (t) curve in Figure 1-18 at about 25°) are difficult to interpret and maybe have no any physical meaning in these cases. Zang et al. [Zang_2011, Zang_2012] investigated wetting of Cu and Ni substrates by SAC and Sn-3.5wt.%Ag solders by sessile drop technique in controlled atmosphere (in Ar-5vol.%H 2 flow) without using of flux. The heating rate was 20-30K/min and dwell time was 30 min for isothermal conditions. For Cu substrate and Sn-Ag-Cu solder alloy authors obtained final contact at different temperatures: 32° at 230°C, 29° at 250°C, 27° at 300°C and 26° at 400°C. For Cu substrate and Sn-3.5wt.%Ag solder alloy authors obtained about 36° at 250°C, 33° at 300°C, 25° at 350°C and 32° at 400°C. Note once again that the final contact angles are obtained after long time of interactions between liquid alloys and Cu substrate. Kang et al [Kang_2005] designed the equipment to deliver melted solder balls with flux coverage to the substrate (see Figure 1 -19a). The environment of the experiment was air or pure nitrogen. Authors made the set of experiments with eutectic Sn-Pb and SAC (Sn-4.0wt.%Ag-0.5 wt.%Cu) solder over polished Cu and Cu/Ni/Au. For the eutectic Sn-Pb solder over Cu at 195°C and 230°C the obtained values of final contact angle were 10° with spreading time in 0.8 s (see Figure 1 -19b), spreading to 30° took 0.02 s at 230°C and 0.08 s at 195°C. For the SAC alloy over Cu substrate at 230°C the final contact angle of 30° was attained in 0.02 s (see Figure 1 -19c). In all cases the first measured contact angle is about 160°.

(a) 

(b)

ematic presentation of the specific equipmen e for a eutectic Sn-Pb solder on a Cu sub of contact angle θ over time for a lead-free rate at 230°C. 0] performed wetting experiments of Cu substr alloy (Sn-3.5wt.%Ag-0.7 wt.%Cu). The Cu su rse grains (30±10µm) and fine grains (25±5nm) nts were performed under high vacuum (2×10 experimental temperatures were: 228, 238 a e first measured contact angle was 55°, the fina on temperature and the spreading process too crystalline substrates the first measured contact e about 50°, the spreading process took more th d fine-grained substrates were kept at differe for 10 and 20 min respectively and the re on the Figure 1-21. Two main differences can presence of large number of Kirkendall voids discuss possible reasons of these differences or more pronounced oxidation of the nano-grain n in contact angle for molten Boettinger et al. [Boettinger_1992] performed series of experiments on the wetting of the polished Cu-Sn IMC substrates by eutectic Sn-Pb solder with use of sessile drop method under the air with use of two types of flux: rosin non-activated flux (R) and activated flux (RMA). The experimental temperature was 235°C. The final contact angles θ F were obtained in 20 s. The values of θ F were either obtained from metallographic cross-sections or were calculated from known area of spread, mass of droplet and solder density. For RMA flux the values of θ F were in the range 2.5-3° for Cu, 6.5-15° for Cu 3 Sn and 6-17° for Cu 6 Sn 5 substrates. For R flux the θ F values were in the range 16-23° for Cu, 44-101° for Cu 3 Sn and 35-180° for Cu 6 Sn 5 substrates. The conclusion was that there is a strong influence of oxidation of substrate surface on the wettability. Zhao et al. [Zhao_2009, Zhao_2009_II] performed wetting experiments using hot stage equipment for the Cu substrate covered by continuous layers of the reaction product with Sn (Cu/Cu 3 Sn/Cu 6 Sn 5 configuration) and polished Cu substrate. The wetting liquids were eutectic Sn-Pb and lead-free solders. The initial Sn/Cu/Sn sandwiches were obtained by dipping of the Cu sheets in the Sn melt for 10 s at 260°C. Afterwards the Cu/Sn couples were annealed in different way, resulting in different thickness and morphology of the intermetallics at the interface. The final surfaces (Cu/Cu 3 Sn/Cu 6 Sn 5 configuration) were obtained after etching the Sn layer in order to reveal the surface of the Cu 6 Sn 5 phase. The contact angles were not measured in this study. The authors have only calculated the spreading rate by measurements of the drop base radius during spreading. They report that in general the spreading velocity is faster over the IMC than over polished Cu substrate.

3-5) Conclusions

All studies reported in literature on the wetting of metallic substrates by liquid Sn-based alloys show that only few wetting experiments with implementation of the dispensed (or transferred) drop technique are performed up to now. The majority of wetting experiments in these systems are performed by using the classic sessile drop technique where the melting and homogenization of the metallic alloy interfere with the spreading process and spreading is not performed in isothermal conditions. Moreover, the combination of the dispensed drop technique with an atmosphere control is reported only by a very limited number of studies. The majority of studies report measured final contact angles of liquid Sn or Sn-based alloys over Cu substrate in the range 26-43°. It should be noted that addition of Ag, Cu or Bi in the solder leads to decrease of the contact angle down to 13°. Note however that, in general, these final contact angles are obtained after interaction of liquid solder with solid Cu for at least some minutes without specifying their physical meaning.

Only few studies focused their interest on the wetting of the Cu-Sn intermetallic phases (Cu 6 Sn 5 and Cu 3 Sn) by liquid Sn-based solders. Up to date these studies include implementation of the only sessile drop technique with use of fluxes. Thus, it is hard to conclude whereas the contact angle of liquid tin over IMC phases is lower or higher than the contact angle over the unreacted Cu substrate. Nevertheless, the strong effect of surface oxidation was detected for the wetting of the IMC phases.

Recent studies on the very early stages (up to 10 ms) of non-reactive spreading in metallic systems (liquid Ag, Cu and Au droplets on Mo substrate) is a kind of guide for detection of non-reactive spreading stage in the Cu/liquid Sn and Ag/ liquid Sn systems. The detection of this stage (and corresponding contact angles) would be essential for the determination of the equilibrium contact angle of liquid Sn on the unreacted solid Cu or solid Ag before formation of a reaction product at corresponding liquid/solid interfaces.

4)

Interfacial reaction between Cu substrate and Sn or Sn-based alloys 4-1) Introduction In solder joints, the copper is commonly used as the UBM (under bump metallization) and interacts with tin. Usually the soldering reactions proceed at the temperatures below 350°C. As it can be seen from the binary Cu-Sn phase diagram given in Figure 1-22, at such temperature, the reaction at the Cu/Sn interface leads to formation of ε-Cu 3 Sn and η-Cu 6 Sn 5 compounds [Furtauer_2013]. There are two allotropic forms of the Cu 6 Sn 5 phase: η´ with monoclinic structure, which is stable for the temperatures less than 187.5°C and η with hexagonal structure, which is stable for the temperatures above 187.5°C.

In this paragraph, the interactions between Sn or Sn-based alloys (in the solid and liquid state) with the Cu substrate are described (Note that, as already mentionned before, the most used Sn-based alloys are Sn-Ag-Cu (SAC) alloys -see Appendix 1 for phase diagrams).

We will distinguish the works that discuss: (i) the very early stage of reactions, where the IMC phase nucleation and suppression are studied, (ii) the reaction between solid Cu and solid tin or tin-based solder, where the reaction time is normally very long and the reliability issues due to voiding are emerging and, (iii) the reaction between solid Cu and liquid tin or tin-based solder, where the reaction time vary from few minutes (as in the case of a reflow process) and up to several hours. 

4-2)

Very early stages of reaction at Cu/Sn interface R.A. Gagliano et al. [Gagliano_2002] investigated the nucleation of the Cu 6 Sn 5 compound at Cu/liquid Sn interface. For this purpose they dipped the pre-fluxed polished Cu coupons in the pure Sn melt heated up to 240-300°С for 1 and 2 seconds. After dipping the foils were quenched subsequently in the icy water. The Cu substrates were polished with 1µm finish and with 6µm finish. The observations were made from above after etching the remained tin. It was shown that the copper substrate is completely covered by η-Cu 6 Sn 5 crystallites even after such short time of reaction whatever the temperature of the tin bath (see Figure 1 -23).

In this work, authors consider that the first phase that nucleates and grows at the liquid Sn/Cu interface is the Cu 6 Sn 5 phase but no experimental proof for this claim exists in literature.

It was demonstrated that the higher nucleation rate per unit area was for the copper surface with 6 µm finish. Authors explained this by: (i) nucleation of the η-phase on the copper surface and (ii) larger actual surface area for 6 µm finish. Authors demonstrated that the highest number of particles per unit area was reached at the temperature between 260-270°C for all cases (inverse C-shape curve "number of crystallites-temperature"). Also it was shown that the minimum radius of crystallites was reached at 260°C. It is considered that each crystallite corresponds to the initially formed nucleus, which rapidly grew up. With use of classical nucleation theory, authors fitted their experimental results and obtained empirically kinetic parameters for heterogeneous nucleation of η assuming that: (i) the nucleation rate is constant over the time interval and (ii) the liquid/η interfacial energy is equal to γ lη = 0.055 J/m 2 . Authors obtained nucleation rate constants equal to K 1µm = 1.08×10 17 µm -2 s -1 and K 6µm = 2.11×10 17 µm -2 s -1 , with contact angles 22.7° and 23.1°. For all temperature ranges and surface finishes the calculated radius of the critical nucleus was in the range of 4-5.7 nm. From estimated values of K the possible nucleation sites were analyzed and it was concluded that the heterogeneous nucleation is predominant process. J. [START_REF] Gong | Evolution of CuSn intermetallics between molten SnAgCu solder and Cu substrate[END_REF] have investigated the evolution of the IMC during reflow process in an arbitrary moment. For this purpose they designed the equipment which allowed to heat the patterned Cu pad with the deposited SAC paste and the flux to the desired temperature and to interrupt the process by the removal of the liquid solder by the rapid rotation of the specimen (the solder flew away due to the centrifugal force). The variation of the temperature with time is given on the Figure 1 The same equipment was used to investigate the very early stage of the soldering reaction [Gong_2009]. Having the SAC solder melted at 490K the first domains of IMC are observed only at 505K. After spindle test, when the solder is removed by the centrifugal force, authors distinguish the large main domain and the several secondary domains (see Figure 1-25a). In the middle of all domains the coarse Cu 6 Sn 5 crystals are observed. But authors detect the large number of fine particles on the edges. Naturally, authors link the edges of the domains to the nucleation sites of the IMC and name this zone as the "transition zone". The entire interfacial zone inside "transition zone" was analyzed by TEM (see Figure 1-25b). It reveals that the fine particles are Cu 3 Sn and authors claim that they are initially formed. The Cu 6 Sn 5 is formed at later stages of reaction and always "stands" on the Cu 3 Sn layer. In another experiment, the solder is not removed by the spindle rotation but is rapidly quenched at 505K, the authors observe the solder that "sits" on the layer of the coarse Cu 6 Sn 5 grains and the formation of the Cu 3 Sn IMC prior to the solder. The similar interfacial structure was observed for the Sn-3.8wt.%Ag (see Figure 1-25c), proving the fact of supplying of Cu atoms from the substrate. The TEM EDX analysis detected approx 4% of Sn in the flux, thereby, the supply of Sn is considered to be from the flux. The initial formation of the Cu 3 Sn is explained in the frames of the concept of local nominal composition approach [Rönkä_2008]. In their work P.J. Shang et al. [Shang_2009] were investigating the formation and growth of Cu 3 Sn compound with use of SEM and TEM techniques. The polished polycrystalline Cu was put in contact with Sn-Bi solder, the reflow process took 3-5 s at 443K (melting point of eutectic Sn-Bi alloy is 412K). Then the sample was air cooled to the room temperature, the total reaction time (i.e. the time during which the solder was in the liquid state) is not specified. For such reflow process TEM investigation revealed the formation of both Cu 6 Sn 5 and Cu 3 Sn IMCs. The thickness of the Cu 3 Sn layer was approximately 100 nm and that of Cu 6 Sn 5 layer about 0. In their recent work the same team [Key Chung_2013] investigated the contact points between the not completely melted solder and the solid substrate (so-called premelting reaction). They have detected the formation of both IMCs on these contact points before melting. The thickness of the η-Cu 6 Sn 5 wasn't specified, whereas the thickness of the Cu 3 Sn layer (80-100 nm) was the same as one measured in their previous work [Key Chung_2010].

K.L Lin et al.

[Lin_2012] prepared a series of experiments of short time reactions (5-15 s) between Cu and pre-fluxed liquid lead-free solder balls. Authors distinguish the different stages of soldering: heating stage in solid state, dissolution stage with melting, counterdiffusion, nucleation, growth and ripening. The substrates were polished and then preheated to the desired temperature, the solder balls (0.76 mm in diameter) were first dipped in the flux and then put on the preheated substrates, the samples were rapidly quenched (in 1 s) in nitrogen after a short reaction time (5-15 s). The TEM investigation revealed the existence of the "broken lattice zone" with thickness 1 nm (see Figure 1-27a), the "atomic cluster zone" of less than 5 nm and realization of the zigzag dissolution mechanism (see Figure 1-27b). The amorphous layer that serves as the diffusion zone with width that does not exceed 50 nm is formed between the substrate and the atomic cluster zone (see Figure 1-27a). The sequence of the regions is as follows: broken lattice zone 1 nm (see Figure 1-27a) → atomic cluster zone 5 nm → amorphous diffusion zone 50 nm and the IMC (for couples: Cu/Sn [Yu_2006], Cu/Sn-3wt.%Ag-0.5wt.%Cu [Pan_2008] and Cu/Sn-9wt.%Zn-1wt.%Ag [Pan_2011]).

The main conclusion of these research investigations is that in very early stage of the soldering the homogeneous nucleation of the Cu 3 Sn compound proceeds in the amorphous region B (see Figure 1-28a,b,d), which is 50 nm far from the substrate. Authors distinguish the amorphous layer without presence of any nucleus (region B) and the amorphous layer with nuclei (see Figure 1-28c). The size of the formed crystallites is approximately 10 nm. Their crystallographic orientation has no connection with crystallographic orientation of the substrate [Yu_2006]. The amorphous layer B (50 nm thick) is considered as a region insufficiently saturated by tin in order to prohibit the nucleation of the IMC. The initial stage of the soldering reaction was studied also by M.A.A. Mohd Salleh et al. [Salleh_2015]. The growth of the IMC was tracked from the very beginning of the reaction between Cu and Sn-0.7wt.%Cu solder at the melting temperature of the solder (~227°C) and subsequent cooling using a synchrotron X-ray imaging. Authors detected the formation of the planar (within resolution of the imaging) layer of the IMC. The IMC layer develops to the scallop-like morphology subsequently. The voids were also detected in the vicinity of the IMC. The reaction kinetics was also studied at higher temperature of 244°C after placing the liquid droplet of solder on the substrate at this temperature. Authors measured the IMC thickness versus time (see Figure 1-29a) and plotted the logarithmic dependence of the layer thickness with time (see Figure 1-29b) in order to identify the growth constants. The planar IMC layer precipitates at the very beginning (~ 1s) of the wetting reaction. As it can be seen from Figure 1-29b, the growth of the IMC is not monotonic, three different regimes were distinguished: (i) the initial slow growth with time exponent 0.07 within first 10 s of reaction at 244°C; (ii) the rapid growth with time exponent 0.31 at 10-50 s of reaction time; (iii) slow growth during cooling to 213°C (unfortunately, the cooling rate is not specified) the growth exponent decreased significantly to 0.03. Cooling stage took approximately 110 s. 

4-3)

Interfacial reactions at Cu/solid Sn interface 4-3-1) Experimental results on Cu/solid Sn reactions 4-3-1-1) From -2°C to 80°C: K.N. Tu [Tu_1973, Tu_1996] and K. N. Tu and R. D. Thompson [Tu_1982] performed series of the annealing experiments with Cu/Sn thin films at temperatures lower than melting temperature of tin. The thicknesses of films were: Sn 350nm/Cu 180 nm; Sn 350 nm/Cu 600 nm and Sn 2500 nm/Cu 600 nm. Thin films were annealed at -2°C and 20°C for the time up to 1 year under air as well as at 60°C and 100°C under the vacuum for the time up to 60 hours. The XRD and TEM study revealed the formation of the only Cu 6 Sn 5 phase at the interface while Cu 3 Sn phase is detected only for temperature higher than 60°C.

In their turn, R. Chopra et al. [Chopra_1982] had studied the kinetic of interaction between tin and copper thin films (with thickness 4nm and 2-3nm respectively) deposited by thermal evaporation under vacuum while keeping isotherm at 80°C and 86°C for 160 and 320 minutes respectively. The methods of characterization were TEM and Auger electronic spectroscopy (AES). It was reported that for reaction times less than 160 minutes at 80°C the only Cu 6 Sn 5 phase was formed at the interface. After 360 minutes of reaction the Cu 3 Sn was detected also. The qualitative analysis by AES showed that the growth kinetics of the reaction layer at 86°C for the time less than 360 minutes obeys the linear law and that the growth is limited by the interfacial reaction kinetics [Chopra_1982].

The Cu/Sn interactions at ambient temperatures were also studied by R. Halimi et al. [Halimi_1987]. The experiments were held with copper and tin thin films with thickness changing from 2nm to 5nm deposited by thermal evaporation under vacuum with deposition rate of 20 Å/s. The X-ray diffraction (XRD) analysis revealed the formation of η´ phase at the interface even during deposition and during room temperature holding only η´ phase was detected. C.N. Liao and C.T. Wei [Liao_2004] reported similar results on the basis of the experiments with Cu/Sn thin films, in which they measures in situ the resistivity and performed XRD analysis during heating of the system. The thickness of the films deposited by cathodic pulverization was ~ 200 nm.

Recently W.M. Tang et al. [Tang_2010] studied the interaction between electroplated copper and tin films with thickness of few micrometers. The current densities of tin and copper deposition were 10 mA/cm 2 and 25 mA/cm 2 respectively and the deposition rate 0.5 µm/min and 0.3 µm/min. By using the DRX technique the formation of Cu 6 Sn 5 phase was detected at the Cu/Sn interface even during deposition. Besides, the electronic microscope analysis with energy-dispersive X-ray spectroscopy (EDX) of the specimen aged for 76 days at ambient temperature revealed very clearly the Cu 6 Sn 5 layer with thickness less than 1µm.

4-3-1-2) From 70°C to 220°C:

The reactions at the Cu/Sn interfaces in the solid state at the range of temperatures 70-220°C were studied in literature in details. Two types of experiments could be distinguished: the one based on the diffusion couple Cu/Sn or Cu/Sn-based alloys. Such kind of experiments need: (i) to incorporate accurate metallographic preparation of the surface of two solids and (ii) to be performed either under secondary vacuum, or under air but with use of the acidic flux in order to exclude the oxidation of the surfaces. The initial contact can be also performed by fast dipping of a copper substrate into the flux and then into the bath of melted tin and subsequent cooling to room temperature. Afterwards the Cu/Sn-based alloy couple is isothermally aged for a certain time (as long as 170 days [Laurila_2005]). The main number of the studies reports the presence of two phases, namely Cu 6 Sn 5 and Cu 3 Sn at the interface.

Figure 1-30 shows a scanning electron microscopy (SEM) image of the interfacial zone of the Cu/Sn diffusion couple after aging at 215°C for 225 h under the vacuum [Paul_2004]. The micrometric inert ThO 2 particles were placed as markers at the initial interface. Two phases η-Cu 6 Sn 5 and ε-Cu 3 Sn with thickness 10-15 µm and 7-10 µm respectively are seen. As it can be seen, the Cu/ε interface is relatively plane in comparison with the irregular ε/η and η/Sn interfaces. The inert ThO 2 particles are situated in the middle of the Cu 6 Sn 5 layer. In their study M. Onishi et al [Onishi_1975] measured the average thickness of each phase (ε and η), formed at Cu/Sn interface, as a function of reaction time up to 900 h in the range of temperatures between 190°C and 220°C. The growth kinetics of both phases obeys parabolic law (e 2 =k´t or e =kt 1/2 ), which means that the growth of reaction layers is limited by diffusion. The layer thickness e i (i = η or ε) could be described by the following relations:

2 / 1 i i t k e = and       - = RT Q k k i 0 i i exp , (1-15)
where k η and k ε are the growth constants and Q ε = 61 kJ•mol -1 and Q η = 55 kJ•mol -1 are the diffusion activation energies of the ε and η phases respectively. Authors report that the growth rate of the η phase was higher than the one of the ε phase whatever the annealing time in the range of temperatures between 190°C and 220°C (Figure 1-31). The same trend in the phase competition is supported by T.Y. Lee et al. [Lee_2002] who performed experiments with electroplated Cu UBM with thickness of 15 µm. The solder balls used in this study with diameter of about 100 µm were reflowed for 1 min above the melting temperature with a peak temperature of 240°С. Solders used in the study were eutectic SnPb, Sn-3.5wt.%Ag, Sn-3.8wt.%Ag-0.7wt.%Cu and Sn-0.7wt.%Cu. The annealing time varied from 0 (just reflow) to 1500 hours and the annealing temperatures were 125, 150 and 170°C. In all cases the growth rate of the η-Cu 6 Sn 5 phase was higher than that of the ε-Cu 3 Sn phase.

Nevertheless, R. [START_REF] Labie | Solid state diffusion in Cu-Sn and Ni-Sn diffusion couples with flip-chip scale dimensions[END_REF] report faster growth of the Cu 3 Sn phase at late stage of reaction (annealing time more then 70 hours) at 125°C (see Figure 1-32). The principal differences, compared to the experiments performed by Onishi et al. [Onishi_1975], are the use of the thin electroplated Cu UBM (5 µm) as well as thin layer of the Sn-bump (40 µm height). It should be noticed that in order to obtain an initial bonding at Cu/Sn interface before to perform the solid state treatments at 125°C [Labie_2007], the Cu/Sn couple was first reflowed for 40s at 260°C which leads to the formation of a thick initial η-Cu 6 Sn 5 layer (experiment corresponding to t = 0 in Figure 1-32). Basically, the total thickness of the reaction layer increases due to the increase of the ε-Cu 3 Sn phase thickness that obeys square root law and, evidentially, grows by the diffusion controlled mechanism. In their experiments C. Yu et al. [Yu_2013] investigated the solid state reaction between Cu foils (thickness 0.1 mm) with three types of the solders: pure Sn, Sn-0.7wt.%Cu and Sn-3.5wt.%Ag. The isothermal ageing was held at 150°C and 180°C. The initial contact was performed by reflow at 260°C for 60s. Such relatively high reflow temperature resulted in thick η-Cu 6 Sn 5 layer (2-3 µm). Only in the case of Cu/Sn-3.5wt.%Ag and Cu/Sn-0.7wt.%Cu couples the η-Cu 6 Sn 5 continues to grow during isothermal annealing at 150°C and 180°C up to 700 hours surpassing the growth of the ε-Cu 3 Sn layer. In the case of Cu/pure Sn couple the growth of the η-Cu 6 Sn 5 layer was frozen, only the initial scallop-like interface was flattened. The parabolic growth of the ε-Cu 3 Sn layer proceeds up to a thickness comparable with one of the η-Cu 6 Sn 5 layer (see Figure 1 -35). It is still under discussion how to choose correctly the proper substrate or electrolyte for the electroplating of the Cu pads in order to eliminate the formation of the Kirkendall voids. For example, in literature there is a discussion whether the Kirkendall voids are formed on the bulky polycrystalline Cu substrates or electroplated foils.

W. Yang et al [Yang_1994] report the formation of the Kirkendall voids in the Cu 3 Sn layer during reaction in the electrodeposited Cu/Sn-Ag solder couple for 3 days at 190°C (Figure 1 -36a). It is important to notice that when the Cu pad was rolled no voids were detected even after 12 days of annealing at the same temperature (Figure 1 -36b). It means that mechanical treatment of the UBM can influence the important reliability issue. V. Vuorinen et al. have studied the influence of the Cu purity on the voiding [Vuorinen_2007]. They demonstrated the absence of voids for the case when the very pure polycrystalline Cu was used (99.99%) for reaction with Sn (99.95%) at 125°C for 3500 hours (Figure 1-38a). The excessive voiding appeared when the Cu was substituted by Cu(Ni) alloy with a composition Cu1.0at.%Ni and annealed under the same conditions (Figure 1-38b). Good result were obtained when the composition of the Ni in the Cu(Ni) alloy was increased to 10at.% and no voids were detected (Figure 1-38c). The use of the nano-twinned Cu as UBM is believed to eliminate the formation of the Kirkendall voids. The H.Y. Hsiao et al. [Hsiao_2012] have tested the densely packed [111] nanotwined Cu for UBM. The thickness of the Cu layer was 20 µm and it was annealed in the sandwich structure with Sn-3.5wt.%Ag alloy at 150°C for 1000 hours. Kirkendall voids were not detected (see Figure 1-39a), what is believed to happen because of the existence of the numerous vacancy sinks between nano-twinned Cu grains. The same type of substrate material was tested by W.L. Chiu et al. [Chiu_2014] in the reaction with pure molten Sn at 260°C. The authors also investigated the sandwich structure and achieved the complete transformation of the solder bulk to the Cu 3 Sn IMC in 24 hours (Figure 1-39b). No voids were detected as well. For the late stages of the solid state reaction, when the sufficient amount of reagents is present, the phase layer growth obeys the well-known parabolic law. Nevertheless, from 1970's the microelectronic industry provided new problems by operating with thin films. It was found that the intermediate phases could be suppressed partially or completely. Most successful theories of this type belong to U.Gӧsele and K.N. Tu [Gӧsele_1982] and A. M. Gusak and K.P. Gurov [Gusak_1982]. Nucleation issues, in terms of standard nucleation approach, but in application to solid state reactions, have been discussed by F. d 'Heurle in 1986 [d'Heurle_1986].

Let's review the general case of the growth of two phases (1 and 2) between two insoluble components (A and B). It can be done by considering the flux balance at three emerging interfaces (see Figure 1-40a). The concentration profile of such system is given on Let us consider the case when the growth of the phases is controlled by the bulk diffusion through the growing intermediate phases. The equations of flux balance at the interfaces can be written as:

( ) ( ) ( ) 2R 2 2 2R 2 2L 2 2 1 1 2L 2R 2 1 1L 1 1 1L 1 d ∆ 1 d ∆ d ∆ ∆ d ∆ ∆ d ∆ 0 d ∆ , , , x D c c t x x D c D c c c t x x x D c c t x - = - = - + - = - (1-16)
where c 1L , c 2L, c 1R and c 2R are equilibrium concentration at different interfaces; x 1L , x 2L = x 1R and x 2R are the A/1, 1/2 and 2/B (L and R mean Left and Right) interface positions; D 1 ∆c 1 and D 2 ∆c 2 are Wagner's integrated coefficient [Wagner_1969] in intermediate phases.

The system of differential equations for phase thicknesses could be obtained easily as:

1 1 1 2 2 1 2 2 1 1 2 2 1 2 d∆ ∆ ∆ d ∆ ∆ d∆ ∆ ∆ d ∆ ∆ 11 12 21 22 , . x D c D c a a t x x x D c D c a a t x x = + = + (1-17)
Here

1 1 1 1 1 2 1 1 2 1 2 . ik c c a c c c c   -     =   - - -   - 
 It can be found by direct substitution that that system has parabolic solutions

∆x 1 = k 1 t 1/2 and ∆x 2 = k 2 t 1/2 , (1-18)
where k 1 and k 2 are growth constants.

In fact, there are a lot of real systems in which one phase can have much lower diffusion permeability than another one. Mathematical condition reads as D 2 ∆c 2 << D 1 ∆c 1 in this case. The system controls the necessary flux of atoms to build the fast growing phase 1 by keeping the thickness of the phase 2 very small. It means that ≈ and that the thickness of that thin phase can be derived from (1-17) as:

1 2 2 2 1 2 1 1 1 ∆ ∆ ∆ 1 ∆ c D c x x c D c - ≈ - (1-19) A 1 2 B (a) (b)
Hence, the growth of the fast growing phase can derived as:

( )

1 1 1 1 1 1 d∆ ∆ 1 d 1 ∆ x D c t c c x = - .
(1-20) Surprisingly, Eq.(1-20) says that the growth rate of the dominant phase 1 is not depending on the thickness of the suppressed phase 2.

4-4)

Interfacial reactions at Cu/liquid Sn interface 4-4-1) Experimental results on Cu/liquid Sn reactions The interaction between solid copper and liquid tin or tin-based solder starts with rapid dissolution of copper till the metastable solubility of tin by copper is reached [Laurila_2005]. The metastable solubility is always higher than the "stable" one (corresponding to the equilibrium between the liquid Sn-Cu alloy and Cu 6 Sn 5 or Cu 3 Sn phase), so even during reaction of copper with pre-saturated tin-based solder the dissolution should happen. The copper diffusion in liquid tin is a very rapid process, as it is well known that the magnitude of the diffusion coefficient in liquids can be as high as 10 -9 m 2 /s. As a result, the copper concentration profile of the "diffusion profile" type emerges rapidly in the liquid tin or tinbased solder. The conventional solder balls of size of 100 µm can be saturated in Cu at time less than 10 s [Gusak_2010].

As it was emphasized before, the formation of the reaction layers proceeds in the metastable state. It is generally accepted that the growth of the η-Cu 6 Sn 5 crystallites is dominant for the initial stages of the reaction [Laurila_2005, Gagliano_2002, Park_2012]. As it will be shown below the thickness of η-Cu 6 Sn 5 layer exceeds drastically the thickness of the ε-Cu 3 Sn phase at any moment of the reaction between liquid tin and solid copper. Nevertheless, the nucleation sequence of phases is still under discussion as it was described in the section 4.2.

The morphology of the η grains can be very different, depending on the temperature [Yang_2012], Cu crystallographic orientation [Zou_2008, Suh_2007, Suh_2007_II, Chen_2011] and solder composition [Suh_2008]. The variety of the η grains growing during reaction between Cu and liquid tin includes: scallop-like [Yang_2012], faceted [Suh_2008] or longitudinal [Gagliano_2003].

One example of the morphology evolution can be given on the basis of the work of R.A. Gagliano et al. [Gagliano_2003]. The study of the reaction layers of the Sn/Cu couple revealed the formation of the longitudinal η phase grains (see Figures 1-41 and 1-42). It was found that the aspect ratio (namely the ratio between grain height H and width D) is growing with annealing time (Figures 1-41) as well as with annealing temperature (Figures 1-42). In their work J.O. Suh et al. [Suh_2008] have shown that faceted dendrites of the ηphase are formed at the interface between Cu and pure Sn at 250°C after 2 min of reaction (see Figure 1-43a). The clearly different morphology, namely round scallop-like η-phase scallops, was observed by M. Yang et al. [Yang_2012] after 2 min of reaction at almost identical temperature of 240°С (see Figure 1-43b). In both studies it was found that the mean size of dendrites grows with time and temperature following the Ostwald ripening mechanism. Recently, a couple of studies implemented synchrotron radiation to track the different stages of the η-phase growth in situ [Huang_2014, Salleh_2014]. M.L. Huang et al. [Huang_2014] implemented synchrotron radiation in situ observation technique for preannealed Cu/pure Sn couple at 260°C for 2 h. The heating cycle during observation was as following: start from the room temperature → heating up to 280°C with a heating rate 15°С/min → dwelling for 226s at 280°C → cooling down with a cooling rate 10°C/min. Authors succeed to detect the decrease of the single grain aspect ratio H/D (see Figure 1-44a) as well as the average IMC thickness (see Figure 1-44b) during heating stage. The change in aspect ratio values indicates the transition from the longitudinal to the scallop-like shape during the heating stage. During dwelling stage both aspect ratio and average thickness stayed almost constant. During cooling stage the Cu 6 Sn 5 compound re-precipitated on the existing Cu 6 Sn 5 grains resulting in the significant increase of the aspect ratio of individual scallops as well as the average thickness of the IMC. The proposed model fitted well the experimental data on the basis of the suggested parameters (see Figure 1-44b). It is believed in majority of studies that the formation of the ε-phase is suppressed initially for some period time ranging from 8-10 s [Park_2012, Bader_1995, Görlich_2005] to 80 s [Gagliano_2003]. Normally, after the reflow process that lasts few minutes the ε-phase is formed in the form of the continuous and relatively uniform layer. Therefore, during reaction between solid copper and liquid tin the interfacial system consists of two intermetallic layers η-Cu 6 Sn 5 and ε-Cu 3 Sn organized in the following way: Cu/ε/η/Sn. Two examples of the interfacial layers formed after prolonged reaction of copper with liquid tin are given on the Figure 1-45 that shows cross-sections of the Cu/Sn interface after 64 minutes of reaction at 250°C (Figure 1-45a) and after 25 hours of reaction at 300°C (Figure 1-45b). In the latter case the thickness of the ε-phase is comparable to the thickness of the η-phase. Normally, during soldering reaction, when the peak temperature exceeds the melting temperature of the solder by some tens of degrees the ε-phase is much thinner than η-phase. The growth kinetics of the IMC layers has been studied extensively in the literature (see for example [Gagliano_2003, Yang_2012, Su_1997, Bader_1995]). A systematic study of the reaction between solid Cu and liquid Sn is presented by S. Bader et al [Bader_1995] who studied the reaction at the initial stage starting from 5 s to 2.5 minutes. Such duration of reaction corresponds to the reaction time during conventional soldering procedure. In their work [Bader_1995] authors studied the reaction between micrometric layers of copper and tin deposited by physical vapor deposition (or PVD). The reaction temperature was 240°C and 300°C and, whatever the temperature, the authors found that growth kinetics of IMC obeys to law e ~ kt n , where n = 0.2÷0.3 for Cu 6 Sn 5 phase and n = 0.45÷0.49 for Cu 3 Sn phase.

In the study of R.A. Gagliano and M.E.Fine [Gagliano_2003], numerous measurements of intermetallic layer thicknesses were performed at the range of temperature from 250°C to 325°C and time of reaction up to 100 minutes (Figure 1-46). It was found that the η phase growth is governed by cubic power law of time, whereas the evolution of the ε phase is diffusion controlled following the parabolic growth regime. The layer thickness e i (i = η or ε) could be described by the following relations:

n i i e k t = and 0 i i i exp R Q k k T -   =     , (1-21)
where k ε 0 = 2.26 µm•s 0.57 ; k η 0 = 2.52 µm•s 0.3 and Q ε = 29.2 kJ•mole -1 ; Q η = 13.4 kJ•mole -1 . The parabolic growth of the ε-Cu 3 Sn phase and cubic law of growth of the η-Cu 6 Sn 5 phase were also found by M. Yang [Yang_2012] at T = 240°C and T = 280°C. Nevertheless, the transition from cubic with n ≈ 1/3 to parabolic regime n ≈ 1/2 of growth was detected for η-Cu 6 Sn 5 phase at later stages of reaction, namely after reaching 30 min of reaction at both experimental temperatures. The ε-Cu 3 Sn phase was growing following the parabolic regime with n ≈ 1/2 whatever the time and temperature (see Figure 1 -47). The growth constants of the η-Cu 6 Sn 5 phase at the initial stages of reaction (t < 30 min) could be determined as k η = 0.139 and 0.179 µm•s 1/3 for T = 240 and 280°C respectively. The growth constants of the ε-Cu 3 Sn phase at the initial stages of reaction (t < 30 min) were determined to be k ε = 0.021 and 0.032 µm•s 1/2 for T = 240 and 280°C respectively. In their work A.M. Gusak and K.N. Tu [Gusak_2002] established a theory called Flux-Driven Ripening (FDR) theory that was called to model the growth of the IMC layer during the soldering reaction. Two important constraints were used in modeling the system:

(i) The first one is the geometrical constraint meaning that the interface of the reaction stays constant. By assuming that the scallops have hemispherical shape (Figure 1-49a), it means that the total surface of the growing scallops is equal to the double surface between scallops and copper substrate (in their model [Gusak_2002] neglected the formation of the ε-Cu 3 Sn phase). In fact, authors were considering the ripening process at which the growth of one scallop is happening at expense of other. As it can be seen from Figure 1-49a the existence of the nanometric liquid channels (with width δ) between scallops was suggested, but the fracture of the channels total cross-section was considered to be negligible, so the total interface area between scallops and melt can be expressed as:

scallops/melt total 2 2 2 const 2 2 1 N i i i S R R S π π = = = × = = ∑ ∑ (1-22) (ii)
The second constraint is the conservation of mass which determines that all the influx of Cu atoms is used for the scallop construction. In algebraic representation it means that:

in free d d i i i V n C J S t = , (1-23)
where n i and C i are atomic density and mole fraction of copper in the intermetallic respectively. The in-flux is found by applying Fick's law and knowing the average gradient equal to the ratio between equilibrium supersaturation ∆C = C b -C e and mean size of the scallops <R>:

in e b C C J nD R - ≅ - , (1-24)
where D is the diffusion coefficient of Cu in the melt and the supersaturation corresponds to the difference between equilibrium concentration of Cu in the liquid alloy near the substrate C b and equilibrium concentration of Cu in the liquid alloy near the top of the IMC, C e . Both equilibrium concentrations can be found by constructing the common tangents if the thermodynamic assessment of the system is known (see Figure 1-49b). The final result of the model is derivation of the well-known interface controlled regime of the growth with power 1/3 dependence:

3 R kt = , (1-25)
where the growth rate k is determined as:
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(1-26)

The FDR theory was tested in various studies and proved its efficiency. For example, J.O. Suh et al. [Suh_2008] compared the experimentally measured distributions of scallop sizes obtained by reaction of Cu with Sn-45wt.%Pb solder with theoretical curves from the FDR theory and obtained good correspondence for reaction times varying from 30 s to 8 min (see Figure 1-50). After fixing D ≈ 10 -5 cm 2 s -1 and C b -C e ≈ 0.001 the width of the liquid channels was determined to be δ = 2.54 nm. [Suh_2008]. The curves are normalized by the average radius of the scallops <r>.

4-5) Conclusions

The growth of the intermetallic phases is well studied experimentally during the late stages of reaction between solid copper and liquid tin-based solder. The FDR model can be used for the description of the growth during conventional reflow process when the time of reaction with liquid solder is not exceeding couple of minutes. Nevertheless, the recent results show that the growth kinetics models should be reviewed for the initial stage of reaction (time of reaction is less than 10 s) as well as during the late stages of reaction (time > 30 min). The IMC nucleation sequence is still under discussion and should be reviewed; the suppression criterion of the ε-phase growth (if it exists) should be defined.

During solid-state reaction the intermetallic phases grow following parabolic law of growth. The growth process can be described well by existing models of phase during solid state reactions. However, the ambiguity of the experimental results in the growth competition during the late stages of the solid state ageing, when the dominant phase is not clearly identified, should be studied in details. The special effort should be made to reveal factors leading to voiding at the interface as far as this problem affects significantly the reliability of the solder joints.

5)

Heterogeneous nucleation in crystallization of liquid Sn or liquid Sn-Ag-Cu alloys: solder balls and solder joints solidification For micro-scale solder interconnects, the microstructure of the solder joint and the soldering defects are directly related to the solidification behavior of the undercooled solder. Moreover, Sn is a well known example of a high degree of supercooling in the bulk.

It has been reported in literature that both the cooling rate as well as the solder size have an effect on:

(i)

The growth of the intermetallic compounds (see for example [Jeong_2004, Park_2010]). Indeed, the contact time between the metastable liquid and the substrate is extended as long as the nucleation in the liquid solder does not occur, leading thus to a significant growth of intermetallic layer(s) formed at the liquid/substrate interface. This effect is especially pronounced for very low cooling rates (<1°C/min, see Ref. [Jeong_2004]).

(ii) The solder joint microstructure (see for example Refs. [Kim_2002, Maveety_2004, Tsao_2011, Satyanarayan_2011, Li_2012]). The nucleation and growth processes during cooling from the melt, in standard processing reflow, can strongly affect the morphology in Sn-Ag-Cu solder joints especially in the case of small solder balls and high cooling rates as used in practice (some hundreds of °C per minute) for which very high undecooling degree are observed.

Thus, the undercooling degree of solder alloys is of a high importance in industrial practice processes.

Previous studies [Kang_2007, Hodaj_2013, Arfaei_2012, Zhou_2012] mainly focused on the effect of the solder size and the effect of the presence of a metallic solid in contact with the liquid solder on the undercooling behavior of the solder. Kang et al. [Kang_2007] and Hodaj et al. [Hodaj_2013] showed that the undercooling (∆T) is significantly decreased in the presence of solid Cu in contact with the solder alloy. Kang et al. [Kang_2007] showed by Differential Scanning Calorimetry (DSC) measurements that, for a cooling rate of 6°C/min, the solidification temperature of a large number (165) of Sn-0.7wt.%Cu solders balls of about 100 µm in diameter, sitting in cavities of a glass mold, varies from about 140 to 180°C (undercooling ∆T varying from 50 to 90°C, see Figure 1-51). In the case of 114 flip-chip Sn-1wt.%Ag-0.7wt.%Cu solder bumps (chips deposited with Cu/Ni UBM, 100 µm pad size on 200 µm pitch) with the same cooling rate, they found that the undercooling degree decreases significantly (∆T varying from about 37 to 55°C, see Figure 1-52). These results clearly show that the undercooling is significantly decreased in presence of solid Cu in contact with the solder alloy. 11] studied the undercooling and solidificatio r balls (of diameters 300, 500 and 760 µm) a alls of 320 and 480 µm on copper pads) using ocess. For a cooling rate of 10°C/min, they foun of 500 and 760 µm diameter solder balls older joints samples they found higher underc results are not in agreement with results repor hou et al. reported that the average value of th ls is as high as 50.6°C. _2004] studied by DSC the effects of size, contact with the solder alloy upon the degrees Cu, Sn-Ag and Sn-Ag-Cu) of three different .5 mg, noted S) and very small (0.5 ± 0.3 mg, ls of about 500, 850 and 1000 µm in diameter hey found that undercooling increases with the 55). For example, for ten samples of Sn-3.8w ndercooling values ) T ( ∆ of 20; 22. 6 and 27.6 reover, these authors note in particular tha sarily reduced when solders are placed on wett ge samples (L), it was found that undercooling ) for solder alloys and from 19 to 24 0 C ( L), small (m = 2.5 ± 0.5 mg, S) and very small (0.5 ± 0.3 mg, VS) samples [Huang_2004].

The fact that the liquid solder alloys wet the copper substrate very well (reactive wetting) and other metallic substrates (Ni, Ag,... see for example Refs. [Chang_2003, Wang_2006, Sobczak_2007, Matsumoto_2008, Kim_2009]), can lead to a preliminary conclusion that nucleation during cooling of a liquid solder becomes easier by a heterogeneous nucleation on the metallic substrate (in fact on the intermetallic reaction layer formed at substrate/solder interface). However, the degree of undercooling during soldering of pure Sn or Sn based alloys on Ag or Cu substrates is still high (> 15K), so it was concluded in a recent work of Belyakov and Gourlay [Belyakov_2014] that the common intermetallic compounds (IMCs) in soldering, Ag 3 Sn and Cu 6 Sn 5 are ineffective at catalyzing Sn nucleation. These authors [Belyakov_2014] have shown that other intermetallics NiSn 4 , PdSn 4 and PtSn 4 crystals are nucleation sites for β-Sn, reducing its nucleation undercooling from about 35K for commercially pure Sn to 3-4K.

Note that despite the fact that several works were recently dedicated to the nucleation of tin in the solder bulk, the role of different potential sites of heterogeneous sites on the nucleation of tin inside the solder ball is not yet elucidated. Moreover, that there are no specific studies in literature treating the comparison of undercooling degrees obtained after a partial melting of the solder and after a reflow in configurations of (i) solder balls and (ii) solder joint samples prepared by reflowing solder alloy on copper substrate.

6) Conclusions

The aim of this chapter was to demonstrate the importance of wetting, nucleation and growth problems in Cu/Sn and Ag/Sn systems for the modern microelectronic industry and to review the state of the art of these scientific topics. It was demonstrated that regardless the technique used in packaging it is the Cu-Sn reaction that produce the bonding between different components.

The wetting in Cu/Sn system was reviewed and it was shown that amount of experiments implementing dispensed drop is very limited. This technique in combination with high-temperature preheating of the substrates could be beneficial for determination of intrinsic contact angles in reactive Cu/Sn couple. To complete the picture the accurate studies of wettability of intermetallic phases by liquid Sn or Sn-based alloys should be also performed. Implementation of the rapid camera in order to study the very early stages of wetting should make possible distinguish different stages of wetting and fix the relation between contact angle of tin over unreacted solid Cu and intermetallics that are formed at the interface during reactive wetting.

The current understanding of the phase nucleation sequence and growth competition is well established for the reaction between Cu and Sn in solid stage. It was shown that Cu 6 Sn 5 appears first and Cu 3 Sn phase emerges after certain time or after reaching some critical temperature. The growth of intermetallics in solid state is well defined and classical models describe well their growth behaviour. Nevertheless reaction between solid Cu and solid Sn at very late stages with emerging phenomena as excessive voiding inside intermetallic layer is of a great interest due to reliability issues.

In its turn the early stage of reaction between solid Cu and liquid Sn is still the topic of a basic research. Up to now the nucleation sequence of the intermetallic phases during reaction between solid Cu and liquid Sn is an open question as far as there is no direct experimental evidence of nucleation sequence. Therefore, detailed study of this reaction at the very early stages (say in few milliseconds) is a challenging and interesting problem.

The undercooling of the solder bulk can have a strong influence on the microstructure evolution of the intermetallics in its bulk or at interface between liquid solder and Cu substrate. The extent of undercooling is changing with change of the solder cooling rate, size of the solder bulk and presence of the substrate below the solder or intermetallic particles in solder bulk. Nevertheless, the peculiar places of the Sn nucleation with indication of the corresponding undercooling extent are not revealed completely. The effect of presence of small intermetallic dendrites or impurities in the solder bulk should be studied in more details.

Chapter 2: Experimental methods and materials

1) Introduction

As is it was shown in the Chapter 1, the modern soldering technology still has an ensemble of challenging problems in the field of wetting, nucleation and reactivity in Cu-Sn and Ag-Sn systems. The aim of Chapter 2 is to give details of the main experimental approaches and to describe the experimental set-ups used in this study.

In the wetting problematic the key experimental approach is to implement the dispensed drop method as it allows measuring the intrinsic contact angle between different metals even in reactive systems. It was successfully done with combination of the dispensed drop technique performed in a high vacuum metallic furnace and a rapid camera. The beneficial procedure of de-oxidation of metallic surface by high-temperature annealing at high vacuum allows to understand the influence of the surface condition on the measured contact angle. The implementation of the rapid camera opens the door for investigation of the first instance of wetting before the formation of the equilibrium spherical shape of the drop over the substrate.

The abundance of studies over the reactivity in Cu-Sn system still lacks the proper study of the very initial (in time less than few tens of milliseconds) stage of reaction between solid copper and liquid tin. The construction of the fast dipping set-up used in this study made possible to fill this gap. Combination of this technique with accurate FIB and TEM characterization should clarify the question of the first intermetallic phase formation and evolution in time less than 1 s at temperature corresponding to the reflow process (around 250°C) presented in Chapter 4.

Given the fact that only a very few studies of wetting of Cu 6 Sn 5 and Cu 3 Sn and no study on the wetting of Ag 3 Sn intermetallics by liquid Sn or Sn based alloys exist in literature, it is very useful to evaluate the contact angles on these intermetallics that emerge during soldering. Thus, this chapter describes the experimental methods of processing and characterization of Cu 6 Sn 5 , Cu 3 Sn and Ag 3 Sn intermetallics that are used for wetting experiments presented in Chapter 3. Moreover, having bulk samples such as Cu 3 Sn, the incremental diffusional couple Cu/Cu 3 Sn could be also prepared in order to study the growth kinetics of intermetallics and main mechanisms of this process presented in Chapter 5.

2) Sessile drop method

The sessile drop method consists in observation of the shape of a metallic liquid droplet formed over a flat planar substrate at temperature higher than the melting temperature of the involved metal or alloy. Normally, the sessile drop has a low mass (from 20 to 100 mg) in order to practically cancel the influence of the gravitation on its shape and thus allowing consideration of the drop as a spherical one.

This method allows to measure the main characteristic parameters of the drop: the base radius R of the drop, its height h, left (θ l ) and right (θ r ) contact angles (Figure 2-1).

After the measurement we can deduce the mean value of the contact angle:

θ = (θ l + θ r )/2
(2-1) We can also calculate this value from the linear dimensions accepting the spherical shape of the droplet:

2arctan h R θ   =     (2-2)
We can check if the droplet keeps a circular shape by comparing values of θ derived by Eqs. (2-1) and . The volume of the droplet can be calculated as:

3 3 π 2 3 cos cos 3 sin 3 R V θ θ θ ⋅ -⋅ + = ⋅ (2-3)
If the liquid metal involved in the experiment is volatile then it should be verified by weighting that the variation of the droplet volume during experiment is less than 3%. Thus, during isothermal wetting experiments the droplet volume should stay almost constant with time.

The classical sessile drop method consists in the placement of a small solid metallic piece (or some small pieces) over the solid substrate and heating up all the system at a temperature higher than the melting temperature of the solid piece. The melting temperature of the substrate should be higher than the experimental temperature. The metallic droplet can be a pure metal, an alloy (A,B) elaborated before wetting experiment (see Figure 2-2a) or even an alloy (A,B) that is produced in-situ during the sessile drop experiment (see . 2 3) -formation of the homogenous droplet over the substrate.

) -dissolution of В in liquid А (Т m В > Т m А ), (
The classical version of the sessile drop method has some shortcomings because the melting and homogenization of the metallic alloy interfere with the spreading process. For this reason, we implement the modified version of the sessile drop technique -the dispensed drop method. This method allows separation of the melting and spreading of an alloy or a metal over a substrate. For this purpose a special setup is implemented with a principal scheme given on Figure 2-3. As it can be seen in this figure, the substrate is placed on a turning "table", whereas the liquid metal or alloy is formed in a ceramic crucible situated over the substrate. The crucible has an opening in its bottom through a thin capillary with 1 mm outer diameter and 0.6 mm inner diameter. Once the alloy is completely melted, a liquid

(a) A, B A (1) (2) (3) B B (b) θ l θ r h 2 R
droplet is extruded through the capillary and then the whole crucible (with a formed droplet below the capillary) is displaced towards the substrate. Once the bottom of the droplet touches the substrate a spontaneous spreading of the drop over the substrate occurs. The advantage of this method is that it allows separation of the processes of melting and spreading, so fully isothermal experiments can be performed. Another advantage is that during extrusion any oxide layer on the liquid surface alloy is broken.

The whole process of deposition could be recorded either by a conventional VGA camera with recording speed of 25 images/s (40 ms time-step) or by a high speed camera with recording speed up to 5000 images/s. It allows us to visualize all the important stages of the droplet deposition and spreading (see Figure 234). As can be seen from this figure these stages are: extraction of the liquid droplet through the capillary (Figure 2 

3) Experimental equipment

The wetting experiments were performed in two apparatus: an alumina furnace (for the classic sessile drop experiments) and a metallic furnace (for the dispensed drop technique).

3-1) Alumina furnace A scheme of the alumina furnace is shown on Figure 2345. Its principal parts are an alumina tube, which is externally heated by silicon carbide resistors. The tube is kept under vacuum or gas atmosphere. The maximum operation temperature of the furnace is 1450°C. The accuracy of the temperature measurements is ±3°C and it is verified by a Pt-Pt10%Rh thermocouple. For this study, the calibration of the furnace was performed for the temperature range from 227 to 660°C. The pumping system of this setup consists of a primary mechanical pump and a secondary oil diffusion pump. The pumps are equipped with cold traps filled with liquid nitrogen in order to limit the oil vapor income inside the furnace chamber and to make the pumping process more efficient. Such pumping system permits to operate under a vacuum of 1×10 -4 Pa even at temperatures as high as 1250 0 C.

The inert gas could be introduced in the very extreme point of the pumping system. It permits us to purge a whole system with a gas in order to ameliorate the vacuum or to hold the experiment under the gas atmosphere. The gas used in this study is Ar (with a purity of 99.999%).

Two opposite windows allow to illuminate the internal chamber and to record the experimental process.

3-2) Metallic furnace

The principle of operation of the metallic furnace is similar to that of the alumina furnace. The apparatus consists essentially of a molybdenum heater surrounded by molybdenum radiation shields, located in a water-cooled stainless-steel chamber. The chamber is fitted with two windows enabling the illumination of the sessile drop on the substrate (see Figure 23456). The sample is placed in the centre of the furnace on a rotating alumina table. The rotation mechanism as well as the system of positioning of the ceramic crucible and capillary can be controlled externally. The crucible containing the liquid alloy is placed above the rotating table and the droplets can be dispensed precisely on the different substrates or different places of one large substrate. Two windows allow observation and recording of the whole system (substrate/drop/capillary).

Pumps

The maximum operation temperature of this furnace is 1500°C. The heating is controlled by the proportion-integral-derivative (PID) controller. The temperature is controlled with 3°C accuracy by two Pt-Pt10%Rh thermocouples, one is used by the temperature control system and another to measure the temperature in the vicinity of the sample (5 mm in distance).

The pumping system of the metallic furnace is similar to the one of the alumina furnace. Normally the quality of the vacuum during the isothermal experiments up to 800°C is around 2×10 -5 Pa. It is possible to keep the vacuum around 5×10 -5 Pa up to 1300°C if the heating rate is slow. In this furnace the quality of vacuum at 400°C is about 2.5×10 -5 Pa.

3-3) Calibration of alumina and metallic furnaces

The temperature calibration of alumina furnace was performed by checking the melting temperature of the Sn and Pb under vacuum. The melting of both pure metals was checked twice and thus the temperature control was recorded. Given the fact that alumina furnace was in principle designed for the high-temperature application (T > 400°C) it was found that a difference between the temperature indicated by the thermocouple situated just under the substrate (real temperature T true ) and the set temperature (from temperature control system -T set ) is in the range ∆T = T true -T set = 36 ÷ 44°C (see Figure 2-7a).

In the same way we have calibrated the temperature of metallic furnace by checking melting of Sn, Pb and Al (see Figure 2-7b). The vacuum quality was 2×10 -5 Pa during melting of all metals. The melting was made twice and averaged set temperature T set and the real temperature T true were compared. It was found that only at relatively low temperature of 232°C (melting of Sn) the ∆T was about 15°C (Figure 2 3-4) Acquisition system of the droplet shape The principle of the wettability studies partially consists in the droplet shape visualization and recording. The additional illumination by the external light source is needed if the experimental temperature is low (< 800°С). Normally, the light source is placed next to the end of the furnace. The quality of the light source (namely luminosity) should be adjusted for the type of the recording camera installed in the optical system. The CCD camera used in this study is capable to record 25 images per s and it is coupled with an ordinary electric lamp. When the high-speed camera is installed, it is coupled with a tungsten halogen lamp. To record the deposition of small droplets, the photographic objective with zoom 70-210 mm was employed.

Both CCD and high-speed camera were operating in the black and white mode. The high-speed camera involved in this study is Phantom Miro M310 capable to make up to 5000 images per s with resolution 768×576 pixels (see Figure 2.8). The recordings of the droplet shape evolution and spreading kinetics were analyzed by the DSA-1 software (Drop Shape Analysis) delivered by KRÜSS. In the case of the implementation of the normal CCD camera the avi file was digitalized from the VHS video recording made by the VCR (Video Cassette Recorder). One bmp slide of the video file corresponds to the single recording time-step: 40 ms for the CCD camera. The recordings made by the high-speed camera were stored directly to the avi files on the hard drive. Once having an avi file the image sequence can be analyzed by DSA-1 software. It allows determination of the contact angles of the droplet and its linear dimensions. The method used for the determination of these parameters is called "tangent method" in the software. The "left" and "right" contact angles could be measured separately. In fact, the software approximates the small part of the droplet profile (few hundreds of microns from the triple line) by the polynomial function of type y = a + bx + cx 0.5 + d/lnx + e/x 2 . The contact angle is calculated from the tangent in the point of intersection of the droplet profile and basis line. To apply this method the quality of an image should be perfect, and the part of the droplet close to the triple line should be of circular form. The error on the contact angle value was estimated to be about 1°. It is not always the case when the very initial stages of wetting are filmed by the rapid camera. Sometimes, for the moments when the liquid neck is formed between the major part of the droplet and the capillary (see Figure 2-4b,c) the software can approximate the droplet profile, so the contact angle should be measured manually. For such measurement the image analyze software ImageJ was used. The error on the contact angle value of semi-manual measurements was estimated to be about 5°. This error is acceptable as far as for the very initial stages of wetting the contact angle is higher than 90° (see Figure 2-4b). The ceramic crucible containing the alloy is placed over a heating plate capable to heat up to 350°C. The crucible is surrounded by a Cu jacket with a wall thickness of 1 cm in order to ensure good heat conductance and to ensure the thermal homogeneity around the crucible. A pneumatic piston was employed to transfer the Cu substrate into the liquid melt for a time of about 100-150 ms. A special electronic control system was built in our laboratory during the thesis in order to control the switch of the high pressurized air flow direction for blowing and retracting of the pneumatic piston. The pressure of the incoming and outgoing air flux could be also adjusted manually by two valves. This permits to control the dipping speed of the sample that was measured by recording the sample movements by a CCD camera. All details concerning the calibration of the dipping speed will be given in Chapter 4.

3-7) DSC setup Differential scanning calorimetry (DSC) is a tool for detecting heat exchange. The DSC usually uses a reference sample (called reference) for which it is known that no phase transition occurs and it remains inert from a thermodynamic viewpoint during the execution of the thermal profile. The second sample is the object of the study. Both samples are placed in two different cells obeying the same thermal profile, the whole system being located in the same calorific room. The temperature of these two cells should remain the same during the execution of the thermal profile. Thus, it is possible to measure with good accuracy the heat exchange between the two cells. When a phase transition occurs in the sample, a power generator provides the energy required to maintain the temperature equivalent to the reference sample. This energy (or heat flow) is stored as a function of time. Thus, the DSC allows determining the temperature of phase transitions as well as the enthalpies associated with these phase transitions. The DSC equipment used in this study is a TA Instruments 2920.

4) Characterization equipment

During this study a certain number of characterization equipment was used such as: -Olympus BX60M optical microscope; -Leo -S440 scanning-electron microscope (SEM) operating in (SE) or backscatterelectron (BSE) mode coupled energy-dispersive X-ray spectroscopy (EDX);

-SEM -FEG Zeiss Ultra 55; -Focused ion-beam (FIB) ZEISS-Cross Beam NVision 40; -Transmission-electron microscopes TEM JEOL 3010 and JEOL 2010; -Diffractometer X'Pert PRO MPD PANalytical; -Optical Profilometer ZYGO NEWVIEW 600.

5) Materials

5-1) Materials received from the suppliers

Materials used in this study were:

-OFHC (oxygen-free high thermal conductivity) Cu sheets 99.99% from Goodfellow SARL France with a thickness of 1.5 mm and 99.99% purity; -Sn rod 12.7 mm in diameter with 99.98% from Alfa Aesar France; -Ag rod 7.0 mm in diameter with 99.99% from Goodfellow SARL France; -Pb rod 12.7 mm diameter with 99.95% from Goodfellow SARL France; 5-2) Alloys processed in laboratory Two Sn-Cu alloys were used in this study: eutectic one with nominal composition Sn-0.7wt.%Cu and hypo-eutectic Sn-7.8wt.%Cu alloy. Both of them were prepared in the alumina furnace under vacuum by putting suitable ratios of pure pieces of Sn and Cu in an alumina crucible and performing a thermal cycle that was different for each alloy:

1) Sn-0.7wt.%Cu alloy was prepared by heating up to 200°C with a rate 5°C/min and then with a rate 20°C/min up to 400°С followed by an isothermal holding for 1 hour at 400°C under high vacuum of 1.6×10 -4 Pa and natural cooling with a rate 2°C/min to 200°C under high vacuum of 1.2×10 -4 Pa. Then the diffusion pump was turned off and system cooled down to the room temperature with the same cooling rate under a primary vacuum (0.1 Pa).

In order to characterize the as-prepared bulk Sn-0.7wt.%Cu alloy, a piece of this alloy was first cold mounted and cut. Then it was grinded by SiC paper and finally polished with a 0.25 µm diamond suspension and cleaned by ethanol in ultrasonic bath. Figure 2-10 gives a typical Scanning Electron Microscopy (SEM) image obtained with back-scattered electrons (BSE) mode operating at 20 kV. It shows a homogeneous microstructure containing Cu 6 Sn 5 particles some tens of micrometers long and some micrometers large. The microstructure shown in Figure 2-10 is very similar to that obtained by Nogita et al. [Nogita_2005] who studied the microstructure control of Sn-0.7wt.%Cu alloys. 

2)

Sn-7.8wt.%Cu alloy was prepared by heating up to 200°C with a rate of 5°C/min and then with a rate 20°C/min up to 600°С under high vacuum of 2×10 -4 Pa. At 600°C the Ar gas was introduced in the chamber (Ar pressure of about 0.1 bar) in order to avoid evaporation process, and the system was heated up to 800°C with the same heating rate 20°C/min. An isothermal holding for 1 hour at 800°С (under Ar) was made and then the system was naturally cooled with a rate 2°C/min to 200°C. The same description as for the Sn-0.7wt.%Cu alloy is valid here. 5-3) Intermetallics processed in laboratory (η-Cu 6 Sn 5 , ε-Cu 3 Sn and Ag 3 Sn) Three intermetallics were prepared for the further studies of reactivity and wettability in Cu-Sn and Ag-Sn binary systems: η-Cu 6 Sn 5 (40.0wt.%Cu), ε-Cu 3 Sn(62.0wt.%Cu ) and Ag 3 Sn (3.7wt.%Ag). One more type of the IMC substrate was used in this study: the scalloped Cu 6 Sn 5 grown by reaction between solid Cu and liquid Sn at Cu/Sn interface and "opened" by the selective chemical etching of Sn. The detailed description of the processing procedure of these itermetallics is given in the following. 5-3-1) Bulk η-Cu 6 Sn 5 and Ag 3 Sn These intermetallics (IMCs) were prepared from the pure Cu, Ag and Sn by sealing the small pieces of these metals in suitable ratio in the quartz (SiO 2 ) tube under Ar atmosphere. (The total mass of the samples is about 5 g). Then tubes were annealed in the muffle furnace at 1000°C for 24 hours. Afterwards, samples were rapidly quenched in cold (~18°C) water. The final preparation step was an isothermal annealing of samples in the muffle furnace for 20 days at 350°C. XRD analysis of the cross-sectioned surface of both IMCs was performed (see . This XRD analysis shows that only peaks of expected phases appear: monoclinic η-Cu 6 Sn 5 and orthorhombic Ag 3 Sn, without any other peak of other IMC's or pure metals. It is seen that the bulk of Cu 6 Sn 5 alloy contains a lot of micrometric pores as well as some small elongated inclusions of another phase with maximum size of about 100 µm. These inclusions were not detected by XRD analysis which could be due to their small quantity. They could be either Cu or Cu 3 Sn phase. In its turn the Ag 3 Sn phase is homogenous and free of pores as can be seen from After the reaction the tin was etched away by an acidic solution (HCl 10%, C 2 H 5 OH 90%) heated up to 70°C. The etching process was held for some hours till the tin was etched completely.

Figure 2-13 gives the SEM micrographs of as prepared scalloped surfaces of the Cu 6 Sn 5 IMC after the etching in acidic solution. As it can be seen the average grain size of Cu 6 Sn 5 grains varies from 5 to 25 µm. 

5-3-3) Bulk ε-Cu 3 Sn

This intermetallic was prepared in the alumina furnace from pure Cu and Sn pieces placed in an alumina crucible. The chosen composition of the alloy was 62.0wt.%Cu. The alloying cycle comprised pumping the whole system to 1.6×10 -4 Pa, heating with a rate 5°C/min up to 200°C, then heating with a rate 20°C/min up to 600°С. After reaching this temperature the Ar was introduced into the chamber and the whole system was heated up to 800°C with the same heating rate 20°C/min and held at this temperature for 30 min. Then the system was cooled down to 750°C with a cooling rate 10°C/min and very slowly to 630°C with a cooling rate 1°C/min. The whole system was held at 630°С for 4 hours in order to "stabilize" the 

6) Metallographic preparation of materials

6-1) Mounting and cutting

The samples were mounted with Presi KM-U cold-mounting resin. The cutting of the samples was made by the Buehler IsoMet low-speed saw.

6-2) Polishing of the substrates

The metallographic preparation of the substrates included grinding of them by SiC papers P800, P1000, P1200 and P2400 with subsequent ultrasonic cleaning in ethanol for 5 min. The grinded substrates were then polished by diamond suspension (Buehler MetaDi and LamPlan BioDiamant) with different steps from 15 to 0.25 µm (in diamond particle size). Afterwards, samples were ultrasonically cleaned in ethanol for 5 min and rinsed in water after each polishing step. The polishing procedure was adjusted for each type of sample and polishing quality was checked after each polishing step by optical microscope.

Finally, polishing quality was checked by the optical profilometer. The average and total roughness of the polished samples were measured. The average roughness R a is defined as arithmetic mean of the absolute deviations of the surface profile from its total median. The total roughness R t is the vertical distance between the highest and the lowest distance of the inspected surface. Normally, the total roughness is around 10 times higher than the average roughness. The measured R a and R t roughness values for the polished Cu, Cu 3 Sn, Cu 6 Sn 5 and Ag 3 Sn substrates are given in the Table 2-1 

6-3) Etching

To clean the sample surface after the metallographic preparation a 10% solution of the HCl acid with ethanol was used. The samples were dipped into this solution for 10 s just after polishing. Afterwards, they were ultrasonically cleaned in ethanol before SEM observation.

7) Conclusions

In this chapter we had firstly presented the principle of "sessile drop" as well as that of the modified version of this technique, the dispensed drop method. The last method was used for determination of the spreading kinetics of liquid Sn and Sn alloys on different substrates such as Cu, Cu 3 Sn, Cu 6 Sn 5 , Ag and Ag 3 Sn as well as for determination of the stationary contact angles of these liquid alloys on these substrates. The apparatus used for performing wetting experiments, presented in Chapter 3, are the metallic furnace for the dispensed drop experiments and the alumina furnace for the classical sessile drop experiments. In both furnaces, a high vacuum of about 2×10 -5 Pa is attained at temperatures between 300 and 400°C. The images of the drop during the spreading process can be recorded either by a classical CCD camera (25 images/s) or by a high-speed camera (up to 5000 images/s). The linear dimensions of the drops and the contact angles can be determined by an automatic analysis of the obtained profiles. The accuracy for the linear values (base radius R and height h of the drop) is ± 2% and for the contact angle θ is ± 1°.

We have also presented a specific fast dipping experimental set-up that we have constructed in our laboratory in order to study the very initial interactions between Cu substrate and liquid Sn-based alloys. As it will be presented in Chapter 4, the combination of this specific technique with accurate FIB and TEM characterization should clarify the question of the first intermetallic phase formation and evolution in time for contact time less than 1 s at temperature corresponding to the reflow process (around 250°C).

Afterwards, we have presented the techniques of processing and characterization of Cu 6 Sn 5 , Cu 3 Sn and Ag 3 Sn intermetallics that are used for wetting experiments presented in Chapter 3 as well as for performing the incremental Cu/Cu 3 Sn diffusional couple that are used for the study of the growth kinetics of intermetallics and main mechanisms of this process presented in Chapter 5.

Finally, the different techniques applied for characterization of materials used in this study as well as the metallographic preparation of these materials are briefly presented. This chapter deals with the study of wetting by liquid solders of metallic substrates such as Cu and Ag or the intermetallic compounds formed between these elements and Sn such as Cu 6 Sn 5 , Cu 3 Sn and Ag 3 Sn. The main part of this chapter is dedicated to the wetting of Cu, Cu 6 Sn 5 and Cu 3 Sn.

Moreover, as the ternary Sn-based Sn-Cu-Ag alloys are widely used in electronic industry and, as it is already mentioned in Chapter 1, the solidification of these alloys under metastable conditions (undercooling) can start by the formation of large Ag 3 Sn precipitates, therefore it is interesting to study the wetting of Ag 3 Sn compound by liquid Sn. Indeed, under these conditions, the heterogeneous nucleation sites for the Sn can be ″intrinsic″ micrometric solid particles contained in the liquid alloy or Cu 6 Sn 5 compound formed at the liquid side of the liquid Sn/Cu interface or even Ag 3 Sn primary precipitates firstly formed in the liquid bulk during solidification. Thus, we studied the wetting of Ag 3 Sn but also the wetting of pure Ag by liquid Sn in order to deduce the better analysis of the wetting behaviour.

Almost all solids used for wetting experiments are bulk substrates either furnished by Goodfellow SARL France either by Alfa Aesar or processed in our laboratory under vacuum (Cu 6 Sn 5 , Cu 3 Sn and Ag 3 Sn) -see Chapter 2 for the preparation details. For Cu 3 Sn and Ag 3 Sn substrates, the average roughness is around 10 and 20 nm respectively (see Chapter 2), whereas the bulk Cu 6 Sn 5 substrate has an average roughness of around 60 nm. Only one specific Cu 6 Sn 5 scalloped surface substrate is used for the wetting experiments (the processing technique is given in the Chapter 2).

During wetting experiments, the measurement of the contact angle θ and the drop base radius R are performed either with a conventional CCD camera (25 frames/s) or with a rapid camera (up to 5000 frames/s) -see Chapter 2.

Note that only initial stages of wetting (some seconds for example) can be followed with a rapid camera, while some tens of minutes or even hours can be recorded by the conventional camera. Note moreover that in SIMaP laboratory we have our own conventional camera whereas the rapid camera, belonging to Grenoble University, should be booked in advance and for a limited period of time. For this reason, some of wetting experiments are followed by the conventional camera and some others by the rapid camera.

In the following we will present and discuss successively the results of wetting experiments on (i) Cu, (ii) Cu 3 Sn, (iii) Cu 6 Sn 5 bulk substrate, (iv) Cu 6 Sn 5 scalloped surface substrate and (v) Ag 3 Sn and Ag substrates.

2) Wetting of Cu substrate by liquid Sn or Sn-Cu alloys

2-1) Introduction

In this section the results concerning the wetting of Cu by liquid Sn or Sn-Cu alloys at temperatures between 250°C and 800°C are presented.

In order to study the influence of the surface oxidation of the substrates on the wetting process we had performed two types of wetting experiments:

(i)

The deposition of the liquid droplet is performed once the experimental temperature is attained. These experiments are called ″without preheating of substrate″.

(ii)

The substrate is firstly heated to high temperature and maintained at this temperature for a given time under vacuum before cooling down to the experimental temperature and performing the wetting experiment. These experiments are called ″with preheating of substrate″.

2-2) Experiments without preheating of Cu substrate

The very first experiments of wetting on Cu substrate were performed without preheating of the substrate and followed by the conventional camera. We recall that, the Cu surface is polished and cleaned (till 0.25 µm diamond suspension with ultrasonic cleaning in ethanol and acetone after each polishing step) just before placing of Cu substrate in the experimental set-up and starting performing the vacuum in the furnace chamber.

The experimental temperature varies from 250 to 600°C and the wetting experiments were performed under the high vacuum in the range (2-4)×10 -5 Pa.

Figure 3-1 gives the temperature-time profile of different samples before the wetting experiment. An isothermal holding for 10 min was made after the deposition of each droplet. All the droplets were transferred by the dispensed drop techniques. Moreover, another experiment performed at 300°C (not shown in Figure 3-1) was performed by using the classical sessile drop technique.

As it is shown in Figure 3-2, for wetting experiments performed at temperatures from 250 to 500°С, we noted that the measured contact angle remains constant for 10 min and is equal to the initially measured contact angle (40 ms after the drop deposition). The drop base diameter also remains constant for these experiments. On the contrary, for T = 600°C, the apparent contact angle decreases from 27 to 0° in about 15 min (see Figure 3-2). In fact, when a droplet of Sn is put in contact with a Cu substrate, the dissolution of Cu in liquid Sn will be followed by the intermetallics formation at the interface: Cu 6 Sn 5 (on the Sn side) and Cu 3 Sn (on the Cu side). The reaction between Cu and liquid will continue with the growth of intermetallic layer and the diffusion of Cu in liquid (the reactivity between solid Cu and liquid Sn is developed in details in Chapter 5).

Without going into details of the interfacial reactivity it appears astonishing that no spreading is observed for T < 500°C despite the fact that the solubility of Cu in liquid Sn is significant (about 13 at.% at 400°C and 25at.% at 500°C). Note however that observation of droplets deposited at T ≤ 500°C showed that during their subsequent heating and isothermal holding at 600°C (see all droplets started to spread after about 10 min of maintaining at 600°C. Once the spreading process starts at 600°C it is very rapid and the contact angle becomes lower than 10° in less than 4 min. This spreading process at 600°C is undoubtedly linked with the interfacial interaction (dissolution + reaction) between Cu and liquid alloy.

In order to verify if the oxidation of Cu surface (native oxide) has any effect on the wetting process we have performed wetting experiments with preheating of Cu substrate.

2-3) Experiments with preheating of the Cu substrate 2-3-1) Introduction Some of wetting experiments on the preheated Cu substrate are followed with the conventional camera in order to have a rapid and general idea of wetting behavior during the first seconds and minutes of contact as it is the case during the reflow process. Afterwards, we have used the rapid camera in order to study the very first stage of wetting (contact time less than 1 s).

2-3-2) Investigation of wetting using conventional camera

This series of experiments was performed by annealing of the copper substrate at 800°C for one hour prior to the deposition of the liquid tin droplets. The principal time-temperature profiles of these experiments are given on Figure 3-3. The droplets were deposited during the cooling stage. The duration of the observation of each deposited droplet was only 3 min because, in all cases, no evolution of the contact angle was observed after 3 min of contact. Note that for low temperature (300°C) and high temperature (700 and 800°C) experiments the spreading of the drop was not observed (i.e. the initial and final measured contact angles are the same).

Figure 3-4 gives the variation of the contact angle and droplet base diameter (d) with spreading time for experimental temperatures 400, 500 and 600 0 C. This figure shows that spreading from the initial measured contact angle (in 40 ms) to the final measured contact angle is very rapid.

For example at 400°C the initial measured contact angle of 28° decreases to 23° in 4s and at 500°C the contact angle decreased drastically from 33° to 9° in 1 s. It should be emphasized that in experiments without deoxidation procedure we haven't observed any variation of the contact angle at 400 and 500°C. These observations point out the strong correlation between contact angle measurements and oxidation extent of both copper substrate and liquid tin surfaces even under high vacuum of 2×10 -5 Pa.

Figure 3-5 and Table 3-1 summarize the values of the initial measured contact angles and final contact angles at different temperature. As it can be seen from the Table 3-1 the switch to the longer deoxidation duration at 800°C (experiments at 500°C marked by *) does not lead to much lower initially measured contact angle. This result suggests that 1 hour of deoxidation at 800°C is sufficient to overcome the oxidation of the copper substrate surface. The comparison of the wetting experiments of liquid Sn on Cu substrate without preheating and with preheating, followed by the conventional camera (see shows that:

(i) If the wetting experiments are performed at low temperature range 250-400°C, the preheating process at 800°C has no influence on the initial measured contact angle or even on the final contact angle. This suggests that even if deoxidation process occurs at T = 800°C, during cooling at low T (with a cooling rate around 5°C/min -see Figure 3-3) an oxidation of the Cu substrate is possible at low T.

(ii) For experiments performed at 500°C, even if the initial measured contact angle seems to be almost the same as in the case of the Cu substrate preheated at 800°C a rapid spreading occurs from θ i = 20 -33° to θ f = 9 -14 °C whereas no spreading is observed with substrate not preheated at 800°C.

Moreover, the initial measured contact angles (in 40 ms) for experiments performed at high temperatures (700 and 800°C -see Figure 3-4) are close to 0°.

However, knowing that the stage of non reactive spreading of liquid metals is very rapid (about 10 ms), we performed other experiments of wetting of Cu substrate by liquid Sn or Sn-Cu alloys investigated by using rapid camera (up to 5000 frames/s) in order to study the first stage of wetting.

2-3-3) Investigation of wetting using the rapid camera

The principal aim of this section is to investigate the initial stage of wetting of Sn or Sn-Cu alloys on a Cu substrate by using a rapid camera (up to 5000 frames/s).

In order to avoid the very first stage of reactive wetting of solid Cu by liquid Sn, that is the dissolution of Cu substrate (that precedes the nucleation and growth of reactive products Cu 6 Sn 5 and Cu 3 Sn formed at the interface), we firstly study the wetting of Cu by a Sn-7.8wt.%Cu alloy saturated at 430°C. The wetting experiments with this alloy were performed at 390°C in order to obtain the formation of the Cu 6 Sn 5 intermetallic at the Cu/Sn interface which is possible only for T < 415°C as it is shown par the binary Cu-Sn phase diagram (see Figure 1 -22).

For experiments with Sn-7.8wt.%Cu alloy we did not preheat the Cu substrate, the aim of these experiments was to obtain some "reference experiments" investigated by rapid camera in order to validate the method and to verify the reproducibility of wetting kinetics.

Once the method was validated, we performed wetting experiments of Cu substrate preheated at 800°C for 1h by liquid Sn at different temperatures (from 390 to 600°C). .%Cu alloy Figure 3-6 that gives the temperature -time profile for this wetting experiment, shows that two droplets were deposited at 390°C after 2 hours of preheating at this temperature. The reproducibility of the observed phenomena was checked by comparison of the spreading characteristics for two droplets (see . As it can be seen from this figure the behavior of the second droplet (variation with time of the contact angle and drop base diameter) is completely similar to the one described above.

2-3-3-1) Wetting of Cu by the liquid

We can thus conclude that the spreading of the liquid droplet on the Cu substrate occurs in about 10 ms. This statement does not take into account the oscillation of the drop and the triple line around the final measured contact angle (for experiment times lower than 2 s) that is about 27°. Note that the mean value of the drop base diameter increases also continuously with time up to the end of experiment (0.1 or 0.2 s). However, it can be easily seen from Figure 3-12a,b that a clear decrease in the spreading rate V =dR/dt (= 0.5dd/dt) ≈ 0.25 m/s of the drop occurs at time of about (3-4)×10 -3 s for T = 600°C and at time of about (7-8)×10 -3 s for T = 500°C. In both cases, the corresponding contact angle is about 30°.

These observations are in agreement with those reported by investigations of wetting followed by a conventional camera of wetting by liquid Sn of preheated Cu substrate at 600°C and 500°C (see .The only (but very important) difference is that the very fast spreading for contact angles higher than about 30° (occurring in less than 10 ms) cannot be detected by the conventional camera.

The first stage of spreading of liquid droplets down to a contact angle of about 30° in less than 10 ms can be attributed to the non reactive wetting of liquid Sn on the Cu surface. Indeed, the non reactive spreading time of liquid metallic droplets occurs in few milliseconds as it was demonstrated by [Protsenko_2001, Saiz_2010]. Afterwards, for a reactive system, spreading can continue with a lower spreading rate that depends on the kinetics of interfacial interactions between liquid alloy and substrate (dissolution, growth kinetics of interfacial reaction layer).

In order to verify this statement we performed a specific wetting experiment of liquid Pb on Cu substrate at 400°C. No intermediate phase exists in the binary Pb-Cu system and the solubility of Cu in liquid Pb at 400°C is less than 1% [Chakrabarti_1984]. Thus the wetting of Cu substrate by liquid Pb can be considered as practically non reactive wetting. Before this wetting experiment, the Cu substrate was preheated at 800°C for 1.5 h. Note however that the Cu surface could be not exempted completely of oxide nanoparticles and thus the contact angle of about 30° corresponds to the equilibrium contact angle of liquid Pb or Sn on the composite surface (Cu + oxide nanoparticles). Given the fact that in the case of Sn droplets, the very rapid stage of spreading occurs in about 10 ms whatever the experimental temperature from 300 to 600°C (see Figure 3-12), we have reported on the same figure the spreading kinetics of Sn on Cu at different temperatures as well as that of liquid Pb at 400°C (see .

Figure 3-14 indicates that for the very initial stage of wetting the spreading kinetics of Sn droplets on Cu is almost temperature independent. Moreover the spreading kinetics of non reactive Pb in this stage is very similar to that of Sn.

Note moreover that the almost linear dependence of the variation of the base drop diameter d with square root of time (d ~ t 1/2 ) is in good agreement with works of Saiz et al. [Saiz_2010] who studied the non reactive spreading of liquid metals on metallic substrates. 2-3-4) Characterization of some Cu/Sn samples In this section, interfacial characterization of some selected Cu/Sn samples that have undergone the wetting experiments at different temperatures will be presented.

Note however that the aim of this section is not necessarily to present evidence of a relationship between spreading kinetics and interfacial microstructure observed only after

(b) (a)
cooling of samples from experimental to room temperature. Indeed, during cooling of samples from experimental to room temperature, spreading and reactivity phenomena continue as long as the drop is in the liquid state which can lead to a change in the composition and morphology of the interfacial system. Note moreover that, from differential scanning calorimetric experiments presented in Chapter 4 we know that in the Cu/liquid drop configuration the Sn or Sn-Cu alloys solidify at about 200-210°C. This means that undercooling can attain from 20 to 30°C. Under these conditions, during cooling of a liquid droplet from 250°C (or 300 or 400°C) to the room T, the alloy will stay in liquid state during about 10 (or 20 or 35) minutes respectively. This interaction time between Cu and liquid alloy during cooling is much higher than the studied spreading time in all wetting experiments presented here. For this reason, the configuration of the Cu/alloy interface can be modified significantly during cooling.

For characterization, we have selected three Cu/Sn samples corresponding to the following experiments:

(i) T = 250°C without Cu preheating (marked as 2 nd droplet in Figure 3-1a) (ii) T = 300°C with Cu preheating (marked as 5 th droplet in Figure 3-3b) (iii) T = 400°C with Cu preheating (marked as 4 th droplet in Figure 3-3b) The deposited droplets were inspected by SEM from the top view and on their crosssection as well. Figure 3-15 gives the top-view of the droplet deposited at 250°C (marked as 2 nd droplet on the Figure 3-1a) isothermally annealed for 11 minutes at that temperature under a vacuum of 2×10 -5 Pa. Knowing that undercooling extent can be as far as 20-30°C, the cooling prior to the solidification of the droplet could have taken 10 min. The solidified droplet has a practically circular form (see Figure 3-15a) and formation of the intermetallic halo around the drop is detected (see . The EDX analysis revealed the existence of the distinct ε-Cu 3 Sn and η-Cu 6 Sn 5 phase layers of the same width of about 10 µm ahead the solidified tin bulk.

Figure 3-15. SEM micrographs of the top-view on the droplet deposited by transferred drop technique at 250°C and subsequent isothermal holding for 11 min under 2×10 -5 Pa vacuum. General view (a) and triple line configuration (b).

The cross-section analysis of the same droplet (see shows the formation of a thin planar layer close to the Cu substrate that is the ε-Cu 3 Sn compound (see Figure 1-22) and a thick scallop-like layer on the Sn side that is identified as η-Cu 6 Sn 5 phase. As it can be seen from this figure, no evidence of a significant dissolutive wetting is seen at that temperature as far as the ε-Cu 3 Sn/Cu boundary seems to be relatively planar and the bulk of the solidified Sn is free from large Cu 6 Sn 5 precipitates . This is due to the low experimental T as well as to the low solubility limit of Cu in liquid Sn at 250°C (less than about 5at.% [Saunders_1997]). In its turn the cross-section of the droplet deposited at 400°C after preheating procedure -referred as 4 th droplet on the Figure 3-3b (see Figure 3-17) revealed a strong dissolution process that happened during the stage of spreading (that lasts about 5 s -see Figure 3-4a), but also and above all during the interaction for times longer than 5 s where no significant spreading occurs. Indeed, for this experiment, during 35 minutes down to the solidification temperature the triple line advances only about 150 µm.

The important dissolution of Cu in liquid Sn is testified by the existence of numerous large Cu 6 Sn 5 precipitates inside the drop bulk, which are formed during cooling of Sn-Cu liquid alloy. It is interesting to note that the Cu/droplet interface in the region of about 200 µm close to the triple line is not planar (see Figure 3-17c) and has a profile similar to the dissolutive wetting profile described in [Eustathopoulos_1999].

It is noted also the formation of two intermetallic layers at the interface: ε -Cu 3 Sn layer of average thickness of about 6 µm and a scalloped η-Cu 6 Sn 5 layer of average thickness of about 12 µm (see Figure 3-17b).

The same comments done for the droplet deposited at 400°C are valid for the droplet deposited at 300°C (see . The only difference between two samples is that the dissolution process is much lower at 300°C compared to 400°C (the thickness of intermetallic layers formed at the interface at 300°C is also lower (factor ~1.2)). 

2-4) Conclusions

Wetting experiments of a preheated Cu substrate by a pre-saturated Sn-7.8wt.%Cu liquid alloy at 390°C show that the spreading of the liquid droplet occurs in less 10 ms. Afterwards the liquid droplet oscillates during about 0.1 s around the final position that corresponds to a measured contact angle of about 27°. The frequency of these oscillations is about 150 s -1 . The reproducibility of experimental results was checked by comparison of the spreading characteristics for two droplets deposited under the same experimental conditions.

Wetting experiments of preheated Cu substrates by liquid Sn at temperatures from 300 to 600°C show that the first stage of spreading down to a contact angle of about 30° in less than 10 ms can be attributed to the non reactive wetting of liquid Sn on the Cu surface. During this first stage, the spreading kinetics is practically temperature independent and it is similar to the spreading kinetics of non reactive Pb liquid droplets on Cu substrate at 400°C. Given the fact that these wetting experiments are performed with Cu surface that could be not exempted completely of oxide nanoparticles it can be concluded that the value of the equilibrium contact angle of liquid Sn on a non reacted and clean Cu surface is less than 30°.

The very rapid and non reactive spreading stage can be followed by the reactive spreading stage that can correspond to the dissolution of Cu substrate on the liquid drop and/or to the formation of reactive Cu 3 Sn and Cu 6 Sn 5 layers at Cu/Sn interface. Indeed, for the contact time longer than 10 ms and experimental temperature higher than 390°C a second spreading stage is observed. Especially at T = 400°C a final contact angle of about 23° is attained in about 3 s.

The possible role of the interfacial reactive layers on the wetting process will be studied in the next sections.

3) Wetting of Cu 3 Sn by liquid Sn 3-1) Introduction

As in the case of Cu substrate, the wetting of Cu 3 Sn was studied on the non preheated or preheated substrate. The temperature of preheating process under high vacuum was chosen to be equal to 600°C in order to be lower than the decomposition temperature of Cu 3 Sn compound (640°С -see Figure 1-22 for the Cu-Sn phase diagram).

The investigation of wetting experiments is performed by using either a conventional camera either a rapid camera for the same reasons as in the case of Cu substrate. Figure 3-20 gives the spreading curves corresponding to the experiments performed at 250, 300 and 350°C. These curves show that the first measured contact angle values (in 40 ms) are very high for low temperatures: θ 0 =125 and 76° at 250 and 300°C respectively. Afterwards, the contact angle decreases rapidly to about 40° in about 10s. Finally a slow spreading stage is observed at 300°C down to θ = 30° in some minutes.

The very high values of the first measured contact angle at 250°C (θ 0 = 125°C) corresponds undoubtedly to the equilibrium contact angle of liquid tin on an oxide surface. Indeed, it is well known that the equilibrium contact angle of non reactive liquid metals on oxide surfaces such as Al 2 O 3 , Cu 2 O, SnO 2 , MgO, SiO 2 … are as high as 120-140° [Eustathopulos_1999].

The rapid decrease of the contact angle with time corresponds to the destruction of the native oxide layer by interaction with the liquid phase.

The same comments are valid for the experiment performed at 300°C. At T = 400°C, the first measured contact angle in 40 ms is 37°, this value is close to those obtained at 250 and 300°C after some seconds of interaction between liquid Sn and substrate. We will discuss in the next section the physical meaning of this contact angle value (about 40°). Afterwards, the contact angle decreases from 37° to about 25° in about 5 minutes.

Note that at T = 250 to 400°C, liquid Sn can react with Cu 3 Sn substrate and forms the interfacial reaction compound Cu 6 Sn 5 . While for T > 415°C, no reactive compound is formed between liquid Sn and Cu 3 Sn (see Figure 1 3-3) Investigation of wetting by using a rapid camera These wetting experiments were performed on Cu 3 Sn substrates initially preheated at 600°C. The temperature-time profile of wetting experiments is given in Figure 3-24.

Figure 3-25 gives the spreading kinetics of Sn droplets at different temperatures. As in the case of liquid Sn/Cu substrate experiments (see it is interesting to note that, whatever the experimental temperature, the contact angle decreases very rapidly from the first measured value (about 55 to 70°) at 0.2 ms down to a "limit" value (about 10 to 20°) in a time less than 10 ms and afterwards it oscillates around this "limit" value noted θ*. This limit value is about 10° at 500° and 600°C, about 15° at 390°C and 20° at 300°C. Note that these values are in agreement with those obtained from experiments followed by the conventional camera (see showing that the contact angle of liquid Sn on Cu 3 Sn surface decreases with temperature. As it was already discussed in section 2-3-3-2, this "limit" value corresponds to the equilibrium contact angle of liquid Sn on the Cu 3 Sn surface at the considered temperature. The question about the Cu 3 Sn surface exempt of oxide particles will be discussed at the end of this Chapter.

3-4) Characterization of some selected samples Figure 3-26 gives some micrographs of the sample corresponding to the wetting experiment on Cu 3 Sn substrate performed at 250°C without preheating of the substrate (2 nd Sn drop in Figure 345678910111213141516171819). The contact time at 250°C was 5 minutes and the cooling time from 250 to 200°C was about 15 minutes.

A top view of the sample, given in Figure 3-26a, shows that the deposited droplet had a perfectly circular form. Halos with fine-grained Cu 6 Sn 5 phase are detected on the very edge of the droplet (see Figures 3-26b,c). Single large grains of the Cu 6 Sn 5 are detected as well by EDX analysis. These large grains can be attributed to the single scallop-type Cu 6 Sn 5 crystals, formed at the interface by reaction between Cu 3 Sn and Sn, that are not covered totally by the solidified tin bulk (see Figures 3-26b,c). Note that the quantity and the size of Cu 6 Sn 5 precipitates in the drop bulk was very low which is due to the low limit solubility of Cu in Sn at 250°C (about 1.4wt.%Cu) but also to the low dissolution kinetics of Cu 3 Sn in liquid Sn which in this case is limited by the diffusion of Cu through the continuous Cu 6 Sn 5 layer.

Figure 3-27 gives SEM micrograph of the sample corresponding to the wetting experiment performed at 300°C. This sample corresponds to the 5 th drop of Figure 3-24, the time of reaction at 300°C is 5 minutes and the time during cooling from 300 to 200°C is evaluated to be about 20 minutes. As in the case of T = 250°C, the deposited droplet had a circular form (see Figure 3-27a) and a Cu 6 Sn 5 reaction layer of thickness about 20 µm was formed at the interface.

From Figure 3-27b it can be seen that Cu 3 Sn substrate was dissolved in liquid Sn which is testified by the presence of large particles of Cu 6 Sn 5 phase inside the drop bulk (see Figures 27c,d). Even if the contact time at 300°C is lower than that at 250°C, the quantity of diluted Cu in liquid Sn is higher at 300°C, which is due to a higher Cu solubility limit (2 wt.% at 300°C against 1.4wt.% at 250°C) as well as to a higher dissolution kinetics.

Cross-sections of the droplet deposited at 400°C (corresponding to the 4 th droplet of Figure 3-24) reveal the formation of a "scalloped" Cu 6 Sn 5 reaction layer and a large quantity of Cu 6 Sn 5 precipitates inside the drop bulk (Figure 3 The solidification of the droplet from 600°C firstly leads to the precipitation of primary Cu 3 Sn particles (see Figure 1 -22). Afterwards, at T = 415°C the Cu-Sn system undergoes the peritectic transformation: Cu 3 Sn + liq → Cu 6 Sn 5 which leads to the formation of a Cu 6 Sn 5 layer around the primary Cu 3 Sn particles (see Note that, small precipitates of the η-Cu 6 Sn 5 phases were as well detected in the bulk of the ε-Cu 3 Sn substrate (see Figure 3-29d). This can be due to the Cu 3 Sn grain boundary wetting and penetration by the liquid Sn followed by the subsequent reaction between ε-Cu 3 Sn and Sn during cooling leading to the formation of the η -Cu 6 Sn 5 phase (see above). 

3-5) Conclusions

Wetting experiments of liquid Sn on Cu 3 Sn substrate at temperatures between 250 and 600°C had been performed for the first time by the dispensed drop technique.

Investigations of wetting by using a conventional camera showed that for not preheated substrate, the first measured contact angle values (in 40 ms) are very high for low temperatures: θ o = 125° at 250°C and θ o = 76° at 300°C. θ = 125° corresponds to the equilibrium contact angle of liquid Sn on an oxide surface whereas θ = 76° corresponds to the equilibrium contact angle of liquid Sn on a composite surface Cu 3 Sn + oxide. Afterwards, in both cases the contact angle decreased rapidly to about 40° in about 10s. Finally a slow spreading stage is observed only at 300°C down to θ = 30° in some minutes. The decrease of the contact angle corresponds to the destruction of the oxide native layer by interaction with liquid phase that depends on the thickness of the native oxide layer and the experimental temperature. Thus the final contact angle of liquid Sn on Cu 3 Sn at 250, 300 and 400°C is about 40°, 30° and 25°, which reflects the fact that the surface deoxidation is more efficient with increasing experimental temperature.

For preheated Cu 3 Sn substrate, the first contact angle at 400°C (in 40 ms) is 20° much lower than the first measured contact angle at the same temperature obtained in the case without heat treatment (37°) meaning that, starting from 400°C, the heat treatment under vacuum of Cu 3 Sn at 600°C has an impact on its surface deoxidation.

Investigation of wetting by using a rapid camera clearly indicate that the non reactive contact angles of liquid Sn on a Cu 3 Sn surface preheated at 600°C, obtained after less than 10 ms of spreading, strongly depend on the experimental temperature: about 10° at 500 and 600°C, 19° at 390°C and 23° at 300°C. From our experiments, it is difficult to determine the exact role of temperature on the intrinsic equilibrium angle of liquid Sn on a clean Cu 3 Sn surface and on a partially oxidized Cu 3 Sn surface. However, the fact that the different interfacial energies do not strongly depend on temperature [Eustathopoulos_1999] suggests that the observed effect of temperature could mainly be due to the Cu 3 Sn surface deoxidation. In any case, the non reactive equilibrium contact angles of liquid Sn on Cu 3 Sn surface are always lower than those on Cu surface (about 30° whatever the temperature between 300 and 600°C). 

4-1) Introduction

Given the fact that no reaction layer is formed between liquid Sn or Sn-Cu alloys and Cu 6 Sn 5 substrate (see Figure 1-22), we are interested here especially on the first stage of non reactive spreading of the liquid Sn on Cu 6 Sn 5 substrate. During and/or after this first spreading stage, dissolution of Cu 6 Sn 5 in the liquid Sn-Cu alloy may occur if this alloy is not saturated with Cu. Thus, in order to avoid the dissolution of Cu in liquid alloy, a presaturated Sn-Cu alloy should be used.

Note also that Cu 6 Sn 5 phase is not stable at T ≥ 415°C (see Figure 1-22) because at T = 415°C it undergoes a peritectic decomposition: Cu 6 Sn 5 → Cu 3 Sn + liquid. Thus the experimental T should be lower than 415°C. We choose to perform wetting experiments at relatively high temperature (390°C but lower than 415°C) in order to deoxidize under vacuum (if possible) the Cu 6 Sn 5 surface.

Moreover, we study the wetting of Cu 6 Sn 5 not only by pure Sn liquid but also by a presaturated Sn alloy at 430°C (Sn-7.8wt.%Cu) in order to avoid dissolution of Cu 6 Sn 5 in liquid alloy during wetting experiments.

Thus, in this section we will firstly present the wetting experiments performed at 390°C with a presaturated Sn-7.8wt.%Cu alloy and afterwards the wetting experiments performed at the same temperature by pure liquid Sn.

All wetting experiments on Cu 6 Sn 5 substrate were investigated by using a rapid camera.

4-2) Wetting of Cu 6 Sn 5 substrate by a presaturated Sn-7.8wt.%Cu alloy at 390°C Figure 3-30 gives the temperature-time profile of the wetting experiments and shows that 3 successive droplets were deposited at 390°C, the first one being deposited after 4 h of isothermal holding at 390°C. Thus, based on three different experiments, we can deduce that the equilibrium contact angle of the liquid alloy on Cu 6 Sn 5 surface is about 20°. This value is lower than one obtained on Cu surface and close to that obtained on Cu 3 Sn surface at the same temperature. As it is shown in Figure 3-31a, the contact angle for the droplet №1 remains almost constant (about 20°) for wetting time lower than 0.4 s but afterwards it starts to decrease. We continued to follow (with the rapid camera) this evolution of the contact angle with time up to about 10 s of spreading and observed a significant decrease in the drop height (h) without any noticeable change in the base diameter of the droplet (see . The last point on the graph was taken after 16 min as a snapshot. Indeed, as during these experiments we did not expect such sudden decrease of the contact angle with time we could not register other images of the drop between 10 s and 1000 s. Thus, the points in red (---) on the Figure 3-33 are just a hypothetic extrapolation of the variation of the drop height with time.

After about 16 min of contact with the Cu 6 Sn 5 substrate at 390°C, the height of the drop decreases from 0.2 mm to about 0.05 mm.

Similar behavior was obtained for the droplets №1 and №2 (significant decrease of the drop height (h) without any noticeable change in the base diameter of the droplets) but the kinetics of the variation of h with time were not measured.

Note that the total contact time between the liquid droplets and Cu 6 Sn 5 substrate at 390°C was 35, 15 and 1 minute for droplets №1, №2 and №3 respectively. Moreover, the In order to understand the phenomenon of the drop height decreasing without variation of the drop base diameter we have performed SEM analysis of the droplets (top views -see Figure 3-34) as well as of the cross sections of the samples (see Figure 3 The accurate SEM analysis of the samples has revealed that the liquid alloy is infiltrated inside the substrate to different extent (see . Moreover, they show that the "infiltration paths" are the grain-boundaries of the Cu 6 Sn 5 substrate.

SEM investigations of the top-view and cross-section of the droplet №1 (see show that no bulky solidified tin is observed over the Cu 6 Sn 5 substrate. Only small Sn precipitates are observed everywhere inside the Cu 6 Sn 5 substrate (not only beneath the droplet deposition place) -see Figure 3-36. The complete infiltration of the droplet №1 took approximately 30 min.

The cross-section study by SEM shown in Figure 3-35b clearly reveals a not planar solid/liquid interface indicating thus dissolution of the Cu 6 Sn 5 substrate (initially polished).

This rapid infiltration of the liquid alloy into the bulk Cu 6 Sn 5 substrate can take place by infiltration of open porosities of the Cu 6 Sn 5 substrate and/or by grain-boundary infiltration. As we have no data on the open porosity of Cu 6 Sn 5 substrate, we do not know for sure in which extent this porosity exists.

Note that infiltration can also take place by a combination of infiltration of closed porosity and wetting of grain boundaries in order to attain the next close porosity and so on. These results are in good agreement with the observed low contact angle of Sn-Cu alloy on Cu 6 Sn 5 substrate (at least lower than 20°) as well as with the experimental results of growth kinetics of Cu 6 Sn 5 reaction layer between Cu substrate and liquid Sn-Cu alloys (see Chapter 5). Indeed, as it will be shown in Chapter 5 the very high growth kinetics of Cu 6 Sn 5 layer formed between Cu and liquid Sn-Cu alloys, can be explained only by fast diffusion through liquid channels formed between Cu 6 Sn 5 grain boundaries or/and at the triple Cu 6 Sn 5 joints.

4-3) Wetting of bulk Cu 6 Sn 5 by pure Sn

We also studied the wetting of the bulk Cu 6 Sn 5 substrate by pure liquid Sn at 390°C. In this case we implemented the preheating procedure for 2 hours at 390°C and droplet deposition at the same temperature (see Figure 3-36). The total contact time between liquid Sn and Cu 6 Sn 5 substrate at 390°C was about 20 minutes. Moreover the additional contact time between the liquid droplet and Cu 6 Sn 5 substrate during cooling from 390 0 C to the Cu-Sn eutectic temperature (227°C) was about 30 minutes.

Figure 3-37 gives the variation with time of the contact angle θ and drop base diameter. This figure shows that during the first stage of spreading, the instantaneous contact angle decreased very rapidly to a value of about 20° in a time less than 10 ms and afterwards the droplet oscillates around this mean value of contact angle. The complete infiltration of the liquid Sn inside the Cu 6 Sn 5 bulk (see Figure 3-38) was also detected in this case (after 30 min of contact) as in the case of deposition of Sn-7.8wt.%Cu over the bulk Cu 6 Sn 5 substrate.

Indeed, the droplet is not detected on the cross-section of the sample and tin particles are detected inside the bulk Cu 6 Sn 5 substrate. As in the case of Sn-7.8wt.%Cu/Cu 6 Sn 5 couple, the Cu 6 Sn 5 grain-boundaries are wetted by liquid Sn only underneath the drop but also all over the substrate (see Figure 3-38b).

The same considerations as in the Sn-7.8wt.%Cu/Cu 6 Sn 5 system are valid here, moreover the substrate dissolution in liquid Sn should be higher than in the Sn-7.8wt.%Cu alloy. From experimental results, it is deduced that the equilibrium contact angle of the pure liquid Sn and liquid Sn-7.8wt.%Cu alloy on Cu 6 Sn 5 surface is about 20°. This value is lower than that obtained on Cu surface and close to that obtained on Cu 3 Sn surface at the same temperature. This contact angle value (20°) is obtained after less than 10 ms of spreading and afterwards the contact angle remains constant in time.

During the contact between the liquid Sn or Sn-Cu alloy and Cu 6 Sn 5 substrate a significant decrease in the drop height without any noticeable change in the drop base diameter of the droplet is observed. SEM investigations of the top-view and cross-section of the droplet show that a complete infiltration of the liquid alloy occurs on the Cu 6 Sn 5 substrate in less than 30 min. This rapid infiltration takes place by infiltration of open porosities of the Cu 6 Sn 5 substrate and/or by grain-boundary infiltration.

The examination of infiltrated samples strongly suggests that the infiltration takes place at least via the Cu 6 Sn 5 grain boundary wetting. These results are in good agreement with the observed low contact angle of Sn-Cu alloy on Cu 6 Sn 5 substrate (at least lower than 20°) as well as with the experimental results of growth kinetics of Cu 6 Sn 5 reaction layer between Cu substrate and liquid Sn-Cu alloys (see Chapter 5).

5) Wetting of scalloped Cu 6 Sn 5 surfaces

5-1) Introduction

As it is already seen, the contact of liquid Sn or Sn-Cu alloys with Cu leads to the formation of two intermetallic layers: a thin and continuous Cu 3 Sn layer on the Cu side and a scalloped-form Cu 6 Sn 5 layer on the liquid side. Thus, in this system, the liquid alloy is in contact with the scalloped-form Cu 6 Sn 5 phase and the wetting properties of this scalloped layer by liquid alloy are interesting not only for the adhesion properties at the interface but also for the heterogeneous nucleation of solid Sn on this scalloped-form interface (see Chapter 4).

5-2) Experimental results

In order to study the wetting of scalloped surface of Cu 6 Sn 5 we prepared specific samples by reaction between a Cu substrate and liquid Sn at 350°C for 2 hours. Then the scalloped surfaces of the Cu 6 Sn 5 intermetallic were obtained after etching of the Cu/Sn sandwiches in acidic solution (all details are given in the Chapter 2).

Figure 3-39 gives a SEM micrograph of the obtained scallop surface indicating that the grain size varies between 5 and 25 µm. Wetting experiments of Cu 6 Sn 5 scalloped surface were performed at 280°C and 390°C and investigated only by using the conventional camera.

The temperature-time profile of experiments performed at 280°C is given on the Figure 3-40a and it can be seen that the chamber of the furnace was shortly heated up to 350°C in order to insure the melting of tin pieces in alumina crucible situated about 5 mm above the Cu 6 Sn 5 substrate. Two successive Sn droplets were deposited at 280°C.

The temperature-time profile for experiments performed at 390°C is given in Figure 3-40b. The first and the second droplets were deposited after a holding time (at 390°C) of about 25 min and 85 min respectively. No spreading kinetics was observed after deposition of droplets at 280°C. The initial measured contact angles (in 40 ms) are 54° and 46° for the first and the second drop respectively. As we have not performed wetting experiments on bulk flat surfaces of Cu 6 Sn 5 at 280°C we cannot compare this result with results of the previous section (wetting of the bulk flat Cu 6 Sn 5 surface at 390°C). However, we can note that these values are larger than those measured for Cu/Sn system at 250°C (θ = 35°). This difference can be partially explained by higher oxidation of the Cu 6 Sn 5 substrate compared to Cu substrate, which is due to the high content of the Sn atoms inside the Cu 6 Sn 5 intermetallic.

Figure 3-41a gives top-view micrograph of the first deposited droplet at 280°C (deposition without preheating of the substrate). As it can be seen from this figure, the Sn droplet deposited on the rough substrate had a perfect circular shape. Figure 3-42 gives the wetting kinetics observed for the first drop deposited at 390°C. The first measured contact angle (in 40 ms) is 34°. Afterwards a very rapid spreading of the drop is observed and the contact angle decreases from 34 to 22° in about 20 s. Finally the drop spreads very slowly; the contact angle decrease by only 4° in 5 minutes. Note that the first measured contact angle (34°) is much lower than those measured at 280°C (54 and 46°). However, this angle is higher than that one measured on the bulk flat Cu 6 Sn 5 surface at the same temperature (about 20° -see section 4-3). This difference can be due partly to the fact that the bulk phase Cu 6 Sn 5 surface sample is annealed under high vacuum for 2 h at 390°C (see Figure 3-36) that can lead to at least a partial deoxidation of the Cu 6 Sn 5 surface. Indeed, the first measured contact angle of the second Sn droplet deposited at 390°C on scalloped surface (after 85 min of annealing at 390°C, see Figure 3-40b) is 20°, similar to that obtained with flat Cu 6 Sn 5 surface under the same experimental conditions. However, some doubt exists if this second droplet was deposited on a pre-wetted Cu 6 Sn 5 surface because both Sn drops were deposited on the same scalloped Cu 6 Sn 5 sample. This is shown in Figure 3-41b that gives a top view optical image taken after spreading of both droplets at 390°C. This figure clearly shows that the scallop surface all over the drops is infiltrated by liquid tin by capillary infiltration. This phenomenon is observed also by Zhao et al. [Zhao_2009] who studied the spreading kinetics of liquid Snbased solders on the scalloped Cu 6 Sn 5 surfaces by performing sessile drop experiments.

5-3) Conclusions

Even if the wetting kinetics of liquid Sn on scalloped Cu 6 Sn 5 surface is not studied in details by changing the average size of scallops we can conclude that the wetting of this scalloped surface at 390°C is similar to that of bulk planar Cu 6 Sn 5 surface (obtained in this study) and similar to the experimental results reported by Zhao et al. [Zhao_2009] on wetting of scalloped Cu 6 Sn 5 surface by Sn based liquid alloys obtained by performing sessile drop experiments.

6) Wetting of Ag and Ag 3 Sn by liquid Sn

6-1) Introduction

In this section we are interested particularly on the wetting of Ag 3 Sn compound by liquid Sn because this is an important factor on the nucleation of Sn on the primary Ag 3 Sn plate that could form first during cooling of the Sn-Ag-Cu solder alloys. In order to better understand the wetting behavior of Ag 3 Sn we studied also the wetting of pure Ag by liquid Sn. For both substrates the wetting experiments were performed under high vacuum at 300°C and 400°C after 1h of preheating at 450°C. The temperature-time profile during these experiments is given in Figure 3-43. Wetting experiments were investigated by using a rapid camera. shows that at 300°C the spreading of liquid Sn occured very rapidly and the contact angle decreased down to about 25° in less than 10 ms. Afterwards the liquid drop oscillated around the final contact angle (≈ 20°) and these oscillations disappear practically after about 1 s. As in the previous sections, we can conclude here that the equilibrium contact angle of liquid Sn on Ag at 300°C substrate is about 25°.

In the case of wetting experiment performed at 400°C the same behavior of the variation with time of contact angle and drop base diameter as at 300°C was observed for spreading times lower than about 10 ms, and the contact angle of about 20° is attained in less than 10 ms. However, contrary to the experiment at 300°C, here the drop continued to spread even after 10 ms but with a much lower spreading rate than for time lower than 10 ms. The contact angle decreased from 20 to 10° in about 1 s. The average spreading rate for t < 10 ms was V 1 = (dR/dt) 1 ≈ 0.14 m/s whereas for 10 ms < t < 2 s the spreading rate was several orders of magnitude lower: V 2 = (dR/dt) 2 ≈ 3.5×10 -4 m/s; here r = d/2 is the drop base radius.

In section 6-4 we will discuss the differences between spreading kinetics at 300°C and 400°C as well as the large decrease in spreading kinetics at 400°C at time around 10 ms. give SEM micrographs of Ag/Sn sample from wetting experiments performed at 300 and 400°C. It is seen that the tin droplet had a perfect circular form in both cases. These figures show that in both cases a continuous reaction layer, identified as Ag 3 Sn phase, was formed at the interface. It is clearly seen that the Sn droplet at the triple line is situated above the Ag 3 Sn reaction layer. Moreover, for experiment performed (b) (a) at 300°C no strong dissolution of Ag substrate was observed while at T = 400°C the dissolution was much more pronounced.

The Ag dissolution at 400°C is put in evidence by the large quantity of Ag 3 Sn precipitated in the drop bulk during solidification but also by the non planar form of the liquid/solid interface. This rapid increase in the quantity of Ag substrate dissolved in liquid Sn is due to the rapid increase of the solubility limit of Ag in liquid Sn when T increases from 300°C to 400°C as well as to kinetic factors. Figure 3-47 gives spreading kinetics of liquid Sn droplets on Ag 3 Sn substrate at 300°C and 400°C. This figure shows that spreading kinetics is similar for both temperatures. The instantaneous contact angle decreased very rapidly in less than 10 ms to 15° and 10° for temperature equal to 300°C and 400°C respectively. Afterwards, in both cases, the contact angle values oscillated around 15° or 10° until the total disappearance of the oscillation in less than 1s.

Figure 3-48a and Figure 3-49a show that the tin droplets deposited over the Ag 3 Sn substrate at 300°C and 400°C had not perfect circular form. At 300°C the liquid/solid interface is almost planar (see Figures 3-48b,c) and there are no precipitates of Ag 3 Sn phase inside the tin bulk. On the contrary, at 400°C the interface is not planar, the substrate is dissolved in liquid Sn and then, during solidification, Ag 3 Sn precipitated from the oversaturated liquid (see Figures 3-49b,c). -The contact angle attained in about 10 ms (noted θ°) on Ag 3 Sn substrate is lower than that on Ag: at T = 300°C θ 0 Ag = 25 0 and θ 0 Ag3Sn = 15°; at T = 400°C θ 0 Ag = 20 0 and θ 0 Ag3Sn = 10°; -At T = 400°C, after t = 10 ms no spreading occurs on Ag 3 Sn substrate, i.e. the final contact angle (θ f Ag3Sn ) remains equal to the initial contact angle (θ o Ag3Sn ). On the contrary, for Ag substrate at T = 400°C, spreading of the drop continues even after t = 10 ms with a spreading rate much lower than before and the contact angle varies from θ 0 Ag (t ≈ 10 ms) = 20° to a final contact angle θ f Ag (t ≈ 1s) = 10°.

Thus, at T = 400°C, the final contact angle observed on Ag substrate (10°) is equal to the final contact angle on Ag 3 Sn substrate.

From these results we can propose the following scenario for the wetting of Ag substrate at 400°C (see Figure 3-50): The equilibrium contact angle of liquid Sn on unreacted Ag substrate θ Ag (≈ 20°) is higher than the equilibrium contact angle on Ag 3 Sn substrate θ Ag3Sn = 10°. Thus, when a droplet of liquid Sn is put in contact with an Ag substrate, the droplets will first spread with an instantaneous contact angle which will decrease from 180° to the equilibrium contact angle on the unreacted Ag substrate θ Ag = 20° is attained in less than 10 ms (non reactive wetting). Afterwards, the interfacial reaction between liquid Sn and Ag leads to the formation of a continuous layer of Ag 3 Sn compound at the interface. Thus, the liquid Sn is situated over Ag 3 Sn layer with a contact angle θ Ag that is higher than the equilibrium contact angle on Ag 3 Sn (θ Ag3Sn ). This way the reaction between liquid Sn and Ag substrate will take place in the front of the triple line (TL) liquid-solid-vapor leading to the lateral growth of Ag 3 Sn compound. This coupling between wettability and reactivity leads to the spreading of the liquid until the instantaneous contact angle becomes equal to the equilibrium contact angle of liquid Sn on the reaction product, i.e. on Ag 3 Sn layer (reactive wetting, see for example [Eustathopoulos_1999]). Thus, the liquid Sn droplets will spread by reactive wetting from θ Ag = 20° to θ Ag3Sn = 10°.

6-5) Conclusions

Wetting experiments of liquid Sn on Ag and Ag 3 Sn substrates at 300°C and 400°C have been performed for the first time by dispensed drop technique.

The equilibrium contact angle (attained in about 10 ms) on Ag substrate are 25° and 20° at 300°C and 400°C respectively.

The equilibrium contact angle (attained in about 10 ms) on Ag 3 Sn substrate are 20° and 10° at 300°C and 400°C respectively meaning that Ag 3 Sn is better wetted by liquid Sn than Ag substrate.

From experimental results obtained at 400°C a mechanism of reactive wetting of Ag is proposed: first the liquid drop spreads very rapidly with instantaneous contact angle decreasing from 180° to the equilibrium contact angle on the non reacted Ag surface θ Ag (non reactive wetting, with a spreading rate about 0.2 m/s) and afterwards it spreads with a spreading rate several orders of magnitude lower than the first one from θ Ag to a final contact angle that corresponds to the equilibrium contact angle of liquid Sn on the reaction product layer, i;e., on Ag 3 Sn substrate (reactive wetting with a spreading rate about 3.5×10 -4 m/s).

7) Conclusions

The wettability of the metallic substrates such as Cu, Ag and their main intermetallics with Sn (Cu 3 Sn, Cu 6 Sn 5 and Ag 3 Sn) by liquid Sn, Sn-Cu solders and Pb was studied by implementing the dispensed drop technique in the high-vacuum furnace. Different approaches were used in order to reveal the intrinsic equilibrium contact angle of Sn or Sn-Cu alloy droplets on these substrates. It was found that the oxidation extent of the substrate can be altered by prolonged annealing at high temperature under the vacuum. Another beneficial experimental approach was the implementation of the rapid camera.

Preliminary wetting experiments of liquid Sn on Cu substrate followed by a CDD camera allow us to study, in a qualitative way, the influence of the annealing of the Cu substrate under high vacuum at 800°C on its wetting behavior: If the wetting experiments are performed at low temperature range 250-400°C, this annealing has practically no influence on the first and final measured contact angles. On the contrary, for higher temperature wetting experiments (500-600°C) this annealing leads to a small decrease in the first measured contact angles (in 40 ms) and a significant increase in the spreading kinetics.

In order to distinguish the non-reactive spreading of liquid Sn or liquid Sn-Cu alloys on the non reacted Cu substrate (annealed at high temperatures under vacuum) and the possible reactive spreading with formation of intermetallics, we implemented the high speed camera. It allowed us to reveal that, in temperature range 300-600°C, the first stage of wetting of Cu substrate by liquid Sn or Sn-Cu liquid alloy is very rapid (in less than 10 ms), the spreading rate being about 1 m•s -1 . During this stage, corresponding to a non reactive spreading process, the instantaneous contact angle decreases very rapidly from 180° to about 30°, the spreading kinetics of Sn or Sn-Cu alloy droplet is temperature independent and similar to that of the non-reactive liquid Pb over Cu substrate at 400°C. It allows us to conclude that the equilibrium contact angle of liquid Sn on a non-reacted and clean surface is lower than 30°.

In order to better understand the reactive wetting of Cu by liquid Sn we performed for the first time the wetting experiments with Cu 3 Sn and Cu 6 Sn 5 intermetallic compounds by the dispensed drop technique. We have found that the non-reactive contact angles of liquid Sn on a Cu 3 Sn surface preheated at 600°C are attained in less than 10 ms and depend on the experimental temperature: they decrease from 23 to 10° in the temperature range 300-500°C, which should be mainly due to the oxidation extent of the surface of the substrate. During wetting experiments of the bulk and scalloped Cu 6 Sn 5 compound at 390°C by liquid Sn and Sn-Cu liquid alloy we have found low values of non reactive contact angle of about 20° attained in less than 10 ms. It allows us to conclude that the non-reactive equilibrium contact angles of liquid Sn on two main Cu-Sn intermetallics is very low and could be lower than that on Cu. The pronounced infiltration of Sn or Sn-Cu alloy into the Cu 6 Sn 5 bulk is another feature observed during our experiments. It was found that complete infiltration of millimetric metallic droplet take about 30 minutes and proceeds through the wetted grain-boundaries of the Cu 6 Sn 5 and/or open porosities of the intermetallic bulk.

From experimental results of wetting of Cu and Cu 6 Sn 5 substrates it can be concluded that wetting of Cu proceeds in two stages: (i) a rapid non-reactive stage during which the contact angle decreases down to 30° in less than 10 ms and (ii) a slow reactive stage during which the contact angle decreases from 30 to 23° in about 3 s at 400°C.

The study of wetting of Ag and Ag 3 Sn substrates at 300 and 400°C was performed by the dispensed drop technique for the first time. The measurements of the equilibrium contact angles of the non reacted Ag and Ag 3 Sn substrates by liquid Sn allow us to propose a mechanism of spreading kinetics of liquid Sn on Ag substrate. First the liquid drop spreads very rapidly with instantaneous contact angle decreasing from 180° to the equilibrium contact angle on the non reacted Ag surface θ Ag (non reactive wetting, with a spreading rate about 1 m/s) and afterwards it spreads with a spreading rate several orders of magnitude lower than the first one from θ Ag to a final contact angle that corresponds to the equilibrium contact angle of liquid Sn on the reaction product layer, i;e., on Ag 3 Sn substrate (reactive wetting).

Chapter 4: Nucleation in soldering 1) Introduction

As it is already mentioned in Chapter 1, formation and growth of η-Cu 6 Sn 5 and ε-Cu 3 Sn IMCs greatly affects the physical properties and especially the mechanical properties of the joints formed during soldering process. A schematic presentation of the evolution of the Cu/Sn system during soldering is shown in Figure 4-1. This figure gives also a schematic presentation of the variation of temperature with time during soldering.

Among the main phenomena occurring during this soldering process, we can distinguish:

(i) nucleation and growth of intermetallic phases at Cu/liquid Sn interface, and (ii) nucleation of solid Sn during cooling and solidification. Despite the fact that the number of studies focused on the interfacial reactions between Cu substrate and liquid Sn or Sn-based alloys is quite impressive, the question about the initial stage of phase formation in this system is open. This is the reason why in this thesis we have performed specific experiments of very fast dipping of Cu foils in liquid Sn (reaction time from 1 ms to 1 s) in order to investigate by Transmission Electron Microscopy the order of phase formation in this system. This dedicated experimental study is presented in section 2. Moreover, in this Chapter we have developed a theoretical approach on the suppression criteria of the second phase formation (phase 2) at A/1 interface of the A/1/B system, where the phase 1 is the first phase formed at A/B interface. This approach has been applied to the Cu/Sn system (Cu=A and Sn=B) with Cu 6 Sn 5 as the first formed phase and Cu 3 Sn the second phase to be formed (see section 3). The aim of this section is to establish a critical thickness of phase 1 under which the phase 2 cannot grow. Another nucleation phenomenon appears during cooling of liquid Sn: nucleation of solid Sn followed by solidification. As it has been mentioned in the Chapter 1, different degrees of undercooling of the solder bulk are observed depending on the experimental conditions and they can have a strong influence on the microstructure evolution of the intermetallics in its bulk or even at the interface between liquid solder and Cu substrate. Despite the fact that several recent works are dedicated to the nucleation of tin in the solder bulk, the role of different potential sites or heterogeneous sites on the nucleation of tin inside the solder ball is not yet elucidated. Moreover, there are no specific studies in literature treating the comparison of undercooling degrees obtained after a partial melting of the solder and after a reflow in configurations of (i) solder balls and (ii) solder joint samples prepared by reflowing solder alloy on copper substrate. This problem is treated from an experimental and theoretical point of view in section 4.

2) Experimental investigation of initial stage formation of reaction product at Cu/liquid Sn interface

2-1) Introduction

In this section we present an experimental study of the interfacial reaction between solid Cu and liquid Sn-Cu alloy for the very short duration of contact (from 1 ms to 1 s ) at 250°C.

This study is performed by implementing a fast dipping experimental set-up (made in our laboratory), SEM-FEG and TEM techniques in order to reveal the sequence of formation of intermetallic compounds at the interface between Cu and liquid Sn-Cu alloy as well as the evolution of their morphology and the average thickness during the reaction products at the very beginning of reaction. Thus, the aim of this section is to give a deeper insight into the sequence of phase formation at Cu/liquid Sn interface that is still a very important and opened question.

2-2) Description of the experiment

The experiments were held using high-speed dipping equipment described in the Chapter 2. The crucible with a height 4 cm and an internal diameter of 3 cm was completely filled with melt of a Sn-0.7wt.%Cu alloy prepared in alumina furnace under the vacuum (see Figure 4-2). The control of the alloy temperature in the crucible was realized by two K-type thermocouples. One of them was put inside the Cu cylinder around the crucible and another was placed in a thin ceramic tube dipped in the alloy melt to control precisely its temperature. The temperature control error was about 2°C. The maximum total dipping time, corresponding to the tip of the Cu sheet, was about 30-38 ms while using the fast dipping set-up (see below). We also performed the manually dipping, resulting in a total dipping duration estimated to be about 1 s. Sn0.7wt.%Cu

T = 250°C Cu Al 2 O 3
In the case of the fast dipping experiment the thickness of the dipped Cu sheet (in the following Substrate 1) was about 115-500 µm, its length was 10 mm and its width was 2 mm. Its surface was polished up to 0.25 µm particle size and cleaned ultrasonically in ethanol. The immersion depth of the Cu sheet was 6 mm. Just before dipping in the liquid bath, the Cu sheet was dipped for 10 s in the conventional liquid RMA flux. The dipping process was controlled by the conventional CCD camera capable to make 25 images/s and was repeated 5 times in order to measure the dipping duration. The full piston motion cycle took 130-170 ms (see Figure 4-3), thus the dipping speed was measured to be in the range 0.32 -0.4 m/s. Accordingly, having the dipping depth of the sample about 6 mm, the time of the immersion of the Cu sheet takes from ~1 ms (for the point of the shortest contact with liquid) to 30-38 ms for the tip of the Cu sheet.

In the case of the manual dipping, the Cu sheet had thickness around 0.5 mm with same linear dimensions as Substrate 1 and the dipping depth was about 2 mm. The dipping time was verified by a timekeeper. The interface between Cu and Sn was analyzed in the distance 1.5 mm from the tip of the sample, resulting in the reaction time about 1 s.

Table 4-1 gives the list of the samples dipped for the time t varying from ~1 ms to 1 s. The samples A-F were extracted from the same Cu substrate dipped in liquid Sn by the fast dipping equipment (Substrate 1) -see Figure 4-4, whereas the sample Z was extracted from the manually dipped Cu sheet (in the following Substrate 2) -see Figure 4 The spots were analyzed by SEM-FEG after the FIB etching and by TEM. The SEM-FEG analysis was made by two kinds of detectors: by the BSE detector and In-Lens SE detector both located in the column. In order to reveal and discuss in details both chemical and surface details we give the SEM micrographs on the spots obtained by both detectors.

2-3) SEM-FEG study on the reaction spots after the FIB preparation On the SEM-FEG micrograph on the reaction spot A (reaction time less than 1 ms), analyzed after the FIB etching, one single layer is seen above the Cu substrate in the BSE mode at 1.5kV (see . This layer is not homogeneous: the discontinuous cracks are present above or inside the layer as it can be better seen on the SE image (see Figure 4-6b). The average thickness of the layer is around 50 nm. The polycrystalline Cu substrate has finegrained structure as it is revealed by the FIB etching with grain size varying from 200 to 400 nm.

Figure 4-7a gives the SEM-FEG micrograph in the BSE mode after a reaction time between 1 and 1.5 ms (spot B). The single reaction layer becomes thicker than that on the spot A and gets scalloped shape. No voids or cracks are seen between reaction layer and tin. The average thickness of the layer is about 200 nm. The micrograph in BSE mode on the spot C is shown on the Figure 4-7b. It is seen that the thickness of the reaction layer is the same as in Figure 4-7a and it appears again in the scalloped form. The interface between reaction layer and tin is continuous, there are no voids detected. The scalloped-like morphology is clearly seen (see Figure 456789) on the spot E (reaction time between 15 and 19 ms). It is seen that some scallops are free-standing with tin "channels" between them coming down to the Cu substrate. The voids are clearly seen at the interface between scallops of the reaction layer and Cu substrate in the SE mode. The height of the scallops is almost equal and comprises 500 nm. The micrographs of the longest reaction time (between 30 and 38 ms) spot F on the Substrate 1 are given on Figure 4-10. The single reaction layer is seen between Sn and Cu as well as the voids between the reaction layer and the Cu substrate. The average thickness of the layer is about 1 µm, while the layer appears to be not planar. The Substrate 2 (and respective spot Z) was analyzed in the BSE mode (see . As it can be seen, after about 1 s of reaction between solid Cu and liquid Sn, the reaction product сontains two layers. It should be noticed that the total thickness of the reaction layers is less than 1 µm, which is less than the total thickness of the reaction layer on the spot F. 

Summary of the SEM-FEG results

The reaction between solid Cu and liquid Sn-0.7wt.%Cu alloy was studied after the very short reaction time varying from 1 ms to 1 s by the SEM-FEG microscope working in the SE and BSE mode by implementing FIB preparation of the samples. It was found that the reaction product consists in one single layer for the reaction time between 1 ms and 40 ms. Its morphology changes from the planar layer with a thickness 40 nm to the scallop-like morphology with an average thickness 1 µm. When the reaction time between solid Cu and liquid alloy increases up to 1 s, two layers are detected on the initial interface with a total thickness about 600 nm. In order to reveal the reaction layer(s) phase identity the TEM study was performed.

2-4) The TEM study of the reaction samples

The TEM study was performed on the three spots A, B and E of the Substrate 1 (see Figure 4-4) and on the single spot Z of the Substrate 2 (see Figure 45). The possible matches between measured diffraction patterns and crystallographic unit cells were found using the Carine Crystallography 3.1 software with use of the Pearson's crystal structure database [Pearson's database_2014]. The list of the phases and their crystal structures is given in the Table 4-2. For the Cu 6 Sn 5 phase three different crystalline structures were verified: the NiAs hexagonal structure that will be called η* in the following, the Cu 6 Sn 5 high temperature superstructure (called η) and the Cu 6 Sn 5 low temperature or room temperature superstructure called η´. The η* hexagonal structure is the basic structure for both η and η´ superstructures. On the spot A a thin reaction layer on the Cu side comprised by a row of the tiny rectangular grains with equal aspect ratio and height of about 40 nm is detected (see Figure 4-12). In the following this layer will be called "the thin reaction layer". Above the thin layer on the Sn side the individual free standing scallop-like grains are also detected with height varying from 50 to 200 nm. Small holes are seen between the thin continuous reaction layer and individual scallops and/or Sn. They are filled by an amorphous phase, which probably arises from the deposition in the holes of the matter removed by FIB. The obtained experimental patterns consist of large spots, whereas no supperlattice spots were detected. Therefore, no superstructure could be pointed out although some ordering could exist.

Phase

Note that when the grains are smaller than 100 nm a selection area aperture cannot be used and the nano-beam diffraction is carried out. This method gives a rather uniform intensity for the diffraction patterns that makes difficult the distinction between different compounds. Moreover, in the diffraction patterns, some spots that are forbidden (structure factor = 0) are present due to the dynamic scattering effects. Thus, the comparison is still more difficult.

The crystal structure of the free-standing individual scallops above the thin reaction layer has also a perfect match with the basic η* structure type and this was verified on three individual scallops (see Figure 4-14 for the representative case). No supperlattice spots were detected for the scallops.

To check the chemical composition of these reaction layers and scalloped grains the EDX analysis with a beam size 2-3 nm (which is smaller than the size of the crystals in the thin reaction layer and free-standing scallop-like crystals) was held. As it can be seen on the Table 4- For this sample the thin reaction layer was studied in only one place (see . Similarly to the analysis of the scalloped individual grains it was found that the crystal structure of the grain corresponds to the η* basic Cu 6 Sn 5 .

The EDX analysis of both thin reaction layer and scallops has shown the same results as given in Table 4-3 . The emerging peculiarity of this reaction spot is that it was found that some scallopedlike grains are adjusted (and have even the same structure η* and orientation) to the ″tiny grains″ in the thin reaction layer situated below them (see . The large scalloped grained (diff 4) is adjacent to the ″tiny grain″ (df 7) below it (see . They have the same crystal structure (basic η* Cu 6 Sn 5 ) and the same orientation <011> (see Figures d,e), most obviously being the same crystal. But it was found that another grain below the scallop (diff 3 on the Figure 4-19b) is in fact a Cu grain with orientation <011> (see g). These results suggest that the thin homogenous layer of the tiny Cu 6 Sn 5 grains (as on the Figure 4-12) had transformed to the mixture of the tiny Cu 6 Sn 5 grains and Cu grains. 2,0,0122,231,1230,0123 

<011 > η* (c) 3,2,2 3,1,1 3,0,0 3,-1,-1 3,-2,-2 2,3,3 2,2,2 2,1,1 2,0,0 2,-2,-2 2,-3,-3 1,3,3 1,2,2 1,0,0 1,-1,-1 1,-2,-2 1,-3,-3 0,2,2 0,1,1 0,-1,-1 0,-2,-2 -1,3,3 -1,2,2 -1,1,1 -1,0,0 -1,-2,-2 -1,-3,-3 -2,3,3 -2,

Summary the TEM results

The TEM analysis on the reaction spots A, B and E on the Substrate 1 (with reaction time varying from about 1 to about 19 ms) has shown for the first time that the reaction layer at the interface between Cu and Sn-based alloy is actually comprised two layers:

(i) free-standing scallops (with size varying from 50 to 500 nm) with the crystal structure corresponding to the basic η* Cu 6 Sn 5 structure;

(ii) a thin and homogeneous layer of tiny grains (with size varying from 40 to 100 nm) having the same η* structure as the scallops above it. At the longest reaction time spot it was

(e) 2,2,0 2,1,1 2,0,2 1,2,-1 1,1,0 1,0,1 1,-1,2 0,2,-2 0,1,-1 0,-1,1 0,-2,2 -1,1,-2 -1,0,-1 -1,-1,0 -1,-2,1 -2,0,-2 -2,-1,-1 -2,-2,0 [-1,1,1] <-111 > ε -Cu 3 Sn (d) (c) 3,-3,2 3,-3,0 3,-3,-2 2,-2,3 2,-2,2 2,-2,1 2,-2,0 2,-2,-1 2,-2,-2 2,-2,-3 1,-1,3 1,-1,2 1,-1,1 1,-1,0 1,-1,-1 1,-1,-2 1,-1,-3 0,0,2 0,0,-2 -1,1,3 -1,1,2 -1,1,1 -1,1,0 -1,1,-1 -1,1,-2 -1,1,-3 -2,2,3 -2,2,2 -2,2,1 -2,2,0 -2,2,-1 -2,2,-2 -2,2,-3 -3,3,2 -3,3,0 -3,3,-2 <110> η* (b) (a)
Individual scallop Cu Sn thin layer found that this homogenous layer of the η* grains breaks to the layer of the η* and tiny Cu grains. The interesting peculiarity is that some ″tiny η* grains″ are adjusted to the large scalloped grain and have the same crystalline orientation, obviously being the same crystal.

The analysis of the reaction spot Z (with reaction time around 1 s) revealed the classical as-reflowed assembly microstructure: scalloped grains on the Sn side and a thin and homogenous layer of the ε-Cu 3 Sn grains. Some scalloped grains demonstrate an ordering of their crystal lattice.

2-5) Conclusions

In this section we presented an experimental study of the interfacial reaction between solid Cu and liquid Sn-Cu alloy for the very short duration of contact (from 1 ms to 1 s) at 250°C.

By implementing a fast dipping experimental set-up (made in our laboratory), SEM-FEG and TEM techniques, we succeed to study for the first time the sequence of formation of intermetallic compounds at the interface between Cu and liquid Sn-Cu alloy at the very beginning of reaction. Important information about the morphology of the reaction products at the very beginning of reaction is also found.

These experiments give the answer to one of the most interesting questions in soldering: the initial nucleation and growth of the dominant η-Cu 6 Sn 5 phase is proved to happen first. It is also found what thickness (and at what time) this dominant phase should reach before formation of another, initially suppressed, ε-Cu 3 Sn phase.

3-1) Introduction

Given the fact that Kirkendall voids, formed during soldering process, are reported as a damaging factor leading to the weakening of the joint [Zeng_2005, Mei_2005, Xu_2006], initiating failures notably during thermal aging [Yang_1994], it would be advisable to avoid their formation. It is very important to underline that in almost all studies, the Kirkendall voids formed in Sn based solders/Cu substrate system is related to the formation of the ε-Cu 3 Sn compound.

In the case of solid state interactions between Sn-based solders and Cu substrate, the thickness of ε-Cu 3 Sn layer is comparable to that of η-Cu 6 Sn 5 phase [Yang_1994, Paul_2011, Kumar_2011]. On the contrary, in liquid Sn-based solder/Cu systems the thickness of Cu 3 Sn phase is much lower than that of Cu 6 Sn 5 phase [Chan_1998, Chen_1999, Gagliano_2003]. Note that, most of these studies are not concentrated on the early stages of nucleation and growth of intermetallics in liquid Sn/solid Cu system, thus for reactions times of some minutes the size of Cu 6 Sn 5 scallops reaches at least some micrometer, then Cu 3 Sn grows (see for example [Gagliano_2003]). Moreover, it is generally accepted that the first phase that forms and grows at the liquid solder/Cu interface is η-Cu 6 Sn 5 phase and it is only afterwards that the growth of the ε-Cu 3 Sn phase occurs at Cu/Cu 6 Sn 5 interface. However, at the best of our knowledge, the conditions under which the ε-Cu 3 Sn phase starts to grow are not well known. We think that the growth conditions of the ε-Cu 3 Sn are strongly related to the mass flux balance at Cu/Cu 6 Sn 5 interface and so to the thickness of the first η-Cu 6 Sn 5 phase growing at this interface. Thus, the aim of this section is to evaluate, from thermodynamic and kinetic considerations, the average thickness of the η-Cu 6 Sn 5 phase above which ε-Cu 3 Sn starts to grow at Cu/Cu 6 Sn 5 interface during liquid Sn/solid Cu interaction. For that, we will consider two cases:

(i) Nucleation and growth of Cu 3 Sn phase as a thin continuous layer at Cu/Cu 6 Sn 5 interface (section 3-2).

(ii) Nucleation and lateral growth of Cu 3 Sn phase islands at Cu/Cu 6 Sn 5 interface (section 3-3).

3-2) Cu 3 Sn suppression criterion for solid Cu/liquid Sn reaction 3-2-1) Introduction The fact that the η-Cu 6 Sn 5 phase grows faster than ε-Cu 3 Sn phase is due to the fact that during the reaction between molten solder and copper, the growth of Cu 6 Sn 5 scallops takes place at the solder/metal interface by rapid liquid state diffusion through nanometric liquid channels between Cu 6 Sn 5 scallops, leading thus to a rapid growth rate of this phase [Kim_1996, Suh_2008]. This important assumption will be verified experimentally in the Chapter 5. Thus, the aim of this section is to evaluate, from thermodynamic and kinetic considerations, the average thickness of the η-Cu 6 Sn 5 phase above which ε-Cu 3 Sn starts to grow as a continuous layer at Cu/Cu 6 Sn 5 interface during liquid Sn/solid Cu interaction.

3-2-2) Model of Cu 3 Sn suppression criterion at Cu/Sn interface In our case diffusion through the Cu/Cu 3 Sn interface is not a growth rate controlling process [Gusak_2002]. As a first approximation, we assume that liquid channels with average thickness δ exist between the mono-sized hemispherical scallops (with radius R) of growing η-Cu 6 Sn 5 phase (see Figure 4-21a). Also we assume that ε-phase layer of some minimal constant thickness l cr (say l cr ∼ 2 nm) has just formed by nucleation and lateral growth and now is trying to grow normally between η-phase and Cu. It seems physically evident that εphase (as any other phase) cannot be thinner than, say, nanometer (due to nucleation issues or/and due to existence of minimal size of elementary cell with the structure of Cu 3 Sn).

In this section we shall phase since the voiding in thi continuous layer. All what we this phase is stopped to be kine

We want to evaluate the will start to grow.

We assume that the liqu copper for x > R and a consta from the top of the liquid/η in the liquid/η equilibrium concen = x εη ) where the copper con metastable equilibrium (c lε ) -s c are the /η -phase interface interface between the els, we have: NπR 2 ≈ e cross-sectional area of channels at the bottom) for the supply of Cu from the substrate is: S free =2πRN(δ/2)= (δ/R)S total where δ is the channel width. Note that the number of liquid channels per unit area of reaction interface (proportional to S free /S total = δ/R) is higher for a scallop-form η-phase compared to a semispherical-form η-phase. The error on δ/R value can be estimated to be given by the a/h ratio (about 20-30%) where a and h are the average values of base radius and height of a η-scallop respectively (a = h = R in the case of a semispherical-form).

At that, both planar solid interfaces Cu/ε, ε/η and averaged nonplanar (scallop-like) interface η/melt will shift accordingly to the following growth laws:

( ) ( ) ( ) ( ) ( ) η ε η η η ε ε ε ε η ε η ε ε ε ε ε ε δ δ / / 2 / / / 2 ) ( / ) ( / d d 0 , d d , 0 d d 1 l l melt Cu Sn l l melt Cu cr eq cr eq Cu c c R D t x c c c R D l c D t x c c l c D t x c - = - - - ∆ = - ∆ - = - (4-3)
Eventually, the growth rate of ε-phase layer could be found as the difference in the velocities of two interfaces (

ε ε/η Cu/ε d∆ d d d d d x x x t t t = - ):
( )

cr ε eq melt ε l/ε l/η ε Cu ε η ε ε ε η cr d 1 1 1 d 1 ( ) 2 | , l D c D x c c t c c c l c c R ∆ δ ∆   = + - -   - - -   % (4-4)
Finally, the growth condition of the ε-phase layer becomes: To find equilibrium concentration of Cu at the liquid/ε -phase and liquid/η -phase interface we used CALPHAD data to build the G l (c) dependence (in J/mole) on the Figure 4 After substitution of all R * (δ) (see . Acc channel was estimated to be ab

( ) ( )( ) ε eq η melt l/ε l/η ε Cu ε η ε ε η ε cr ∆ 1 1 1 1 ( ) 2 , D c c D c c R c c l c c c δ - - < - - - % (4-5) ( )( ) l/ε l/η ε melt ε Cu cr η ε eq ε 1 1 ∆ * ( ) . c c c D R R l c D c δ - - > = ⋅ - % ( 
In principle, details of th optimal non-equilibrium stead tendency to complete wetting phase by reaction. (4)(5)(6).

ions predict that ε-Cu 3 Sn phase layer can ove an size of scallops exceeds about 1 micron. Imm voiding due to the difference of mobilities in ε rimental findings given in the section 2. The f nly after some incubation time less than 1 s wh ched about 0.5 µm (see sections 2- 3 and2 In many cases the formation of intermediate phases in solid state reaction starts from nucleation, proceeds at first by lateral spreading along interface in the form of narrow layer, and after that continues slow growth in normal direction. So far the lateral growth stage was considered as something almost instant. Yet, if the emerging phase is not the first one, and the already growing phase layer has high diffusivity, the lateral growth can be also kinetically suppressed due to "sucking out" of atoms from the moving interface into the growing first phase layer.

In 1990s during the investigation of reaction in multilayers by methods of Differential Scanning Calorimetry (DSC) it was shown that the variety of phases are demonstrating two peaks on thermogram, which correspond to two growth stages [Emeric_2006, Coffey_1989, Barmak_1990, Lucadamo_2001]. The first stage is the nucleation and lateral growth of the new phase islands with the thickness of few nanometers up to formation of a continuous phase layer. The second stage is the slow normal growth of the phase layer. At least three models were suggested to describe the lateral growth and all of them assumed the diffusion along the interface under frozen bulk diffusion. These models differ in the way of description of the driving force (capillary or/and chemical one) and growth geometry [Klinger_1998, Lucenko_2003, Pasichnyy_2005].

However, to the best of our knowledge, synergy of lateral growth and nucleation (nucleation via lateral growth) was not considered so far. Moreover, the possibility of suppression of lateral phase growth by diffusion fluxes, which pass through the bulk of neighboring fast growing phase layers wasn't considered anywhere. This will be done in this section. It should be considered because typically, the second phase to form has higher melting point, so that bulk diffusion through this phase nuclei during the continuing growth of the first phase (typically, low melting or amorphous one) is practically frozen. So, one should take into account the formation of second phase nuclei by "side diffusion" along its interfaces.

From a general point of view, this problem will be formulated in section 3-3-2 where the reactive diffusion between A and B components leads first to the formation of a continuous layer of the reactive phase 1 at A/B interface. We do not treat here the conditions of nucleation and growth of the first phase to be formed at the interface. The condition of the growth of a second reactive phase (2) at the 1/B interface of the A/1/B system will be formulated and a general solution of this problem will be given. In this case, the second phase has higher melting point whereas first phase is a low melting point compound.

In section 3-3-3, this general solution will be applied to the case of reactive diffusion during growth of Cu 3 Sn phase at Cu 6 Sn 5 /Cu interface of the Sn/Cu 6 Sn 5 /Cu system at 250°C.

3-3-2) Problem formulation and general solution

Consider the reactive diffusion between almost pure materials A and B. Let the first phase to grow be the phase 1, with the average concentration c 1 of component B, in the form of continuous planar phase layer. Let`s consider the attempts of formation and growth of the phase 2 at the interface 1/B. In most cases the nucleation is heterogeneous. Natural sites of heterogeneous nucleation are the junctions of boundaries of B grains or boundaries of phase 1 grains with the interface 1/B (lines) or junctions of triple joint of grains boundaries with the same interface (points). It may be assumed that even if the nucleus appears at the intersection of triple junction of grain boundaries with the interface, the phase grows, firstly, along the intersection of grains boundaries with interface, and only after, from the boundaries.

That is why during this particular stage the growth of an island could be considered to be one-dimensional, and the island is considered to be a stripe. In this case the cross-section of the system on the site of island nucleation is represented on the Figure 4-24. Diffusion of com are moving along 1/2 interface simplicity the diffusion coeffic considered identical and equal 3) Diffusion along boundary; excess of B compo boundary 2/B lead to the grow along the normal direction.

4) Local interface supersaturation on the boundar

Note that here we mak makes valid the linear app supersaturation.

The coefficient of prop Supersaturation ∆с on the boun interface and the concentrati corresponds to the equilibrium boundary 2/B should be natura consider the processes on two 1/B near the junction 1/2/B sh picture is not simple and was why we will consider only the 2/B moves in opposite directi same for both boundaries.

5)

Opposite to mod particular interface, but also boundary A/1. Therefore the p phases is realized. ics of the phase 2 island growth in the form of to lateral diffusion along interfaces 1/B, 1/2 a ollowing: the volume of the phase 2 is considered to be fro components occurs along moving interfaces of t ace and atoms A are moving along 2/B interfa fficients of atoms A and B along corresponding al D int . ng interface leads to a local supersaturation ∆c ponent on the boundary 1/2 and excess of co owth of phase 2 and accordingly to the motion ce displacement velocity U is taken to be pro dary:

c k U ∆ =
ake the assumption of small deviation from pproximation of the driving force in term roportionality k (in m/s) is called coefficien oundary 1/2 is the difference between the conce ation eq 1/2 c (c is the molar fraction of the co ium between phases 1 and 2. Supersaturation urally calculated by the component A. In our sim wo boundaries to be symmetrical (otherwise should move and deviate from planar shape). as described for the first time in Ref. where l is curvilinear co densities of lateral fluxes alon area of the boundary, c 1 and first two terms in equation (4-8 from it along the interface. Th from the side of the phase 1, " with the velocity U. The fourth same velocity through the low diffusion withdrawal of subst provides the supply of atoms atoms A, which leads to the g comparison with the works [K see that just this term can ma process is advantageous therm The first of these equatio B on the boundary of interface symmetrical situations. In this a coordinate along the globa correspond to the middle of th a difference between the con neighboring phases on the o respectively, that can be foun supersaturation of B on the ed to be equal to half of the conc with the symmetry of the prob realized in the center of inte supersaturation tends to zero. A 

     = ∂ ∆ ∂ ∆ = ∆ = = , 0 | 2 | 2 2 0 L l l l c c c
ations is related to the maximal supersaturation ace 1/2, in the point of joint 1/B/2. In this work is case, the concentration in the middle of the bal diffusion direction from B to A, see Fi the concentration range of this phase ∆с 2. Here oncentrations in phase 2 corresponding to the e opposite boundaries i.e., phase B (c 2/B ) a und using common tangent rule (Figure 4-26 edge of the interface (triple junction 1-2-B con ncentration range of phase 2. The second equa roblem, for a given time the minimum of supe nterface (l = L/2). For wide enough islands . After substitution (4-11) into (4-12) we have: ( )

A 1 = A 2 , .
2 ∆ 2 2 ∆ ch ch 2 . c L I l c l I L λ λ +   -   = -+           (4-14)
Now we can obtain the condition of phase 2 growth:

0 2 >       ∆ L c . (4-15)
Indeed, if the supersaturation in the center of the island appears to be zero or negative, then the growth of the island becomes impossible. In other words, for the growth of nucleus it is necessary that sucking out of component B through phase 1 layer is slow enough characterized by critical value of I:

2 cr . 2 ch 1 2 c I I L λ ∆ < =     -       
 Taking into consideration the evident form of expression for I we obtain the following condition of lateral growth of nucleus of the phase 2:

( ) . 1 2 ch 2 2 1 2 1 1 1         -       ∆ < - ∆ ∆ λ L c c c k x c D
This condition may be interpreted as condition of the start of the phase 2 growth -it becomes possible when phase layer 1 becomes wide enough:

( ) . 1 2 ch 2 1 2 2 1 1 1         -       - ⋅ ∆ ∆ > ∆ λ L c c c k c D x (4-16)
We should take into account that in the condition (4-16) the length of the boundary L changes with the time and has a minimal value L = δ.

In the case, when

L >> λ : , 2 2 1 1 2 ch 2       ≈         -       λ λ

L L

This leads to a simplified condition of growth:

. 4

2 int 1 1 1 c D L c D L x ∆ ∆ > ∆ δ (4-17) At t = 0, L = δ: . 4 2 int 1 1 1 c D c D x ∆ ∆ > ∆ δ (4-18a)
Yet, from thermodynamic point of view, lateral size L = δ is, most probably, undercritical. Critical lateral size L cr of the lens-type nucleus can be easily found from classical nucleation theory and is typically a few nanometers (depending on exact values of surface tensions and of bulk driving force of phase formation). Therefore, more correct equation would be:

2 1 1 1 int 2 . 4 cr L D c x D c δ ∆ ∆ > ∆ (4-18b)
On the other hand, on the basis of these results we can make another interesting prediction: the size of the phase 2 islands could be controlled by the thickness of the phase 1: 4∆ ∆ ∆

1 int 2 1 1 . x D c L D c δ < (4-19)
This conclusion seems to be new and can be checked experimentally. Current understanding is the following: it is believed that some phase at first is not nucleated due to various reasons of suppression, but after its nucleation it grows fast by lateral diffusion till the formation of a continuous layer. Now we see that this lateral growth may well be controlled by the thickness of neighboring phase layer.

3-3-3) Application to Cu-Sn system

Let A = Sn, B = Cu, phase 1 = η-Cu 6 Sn 5 (T melt = 415°C), ∆x 1 = e η and phase 2 = ε-Cu 3 Sn (T melt = 676°C), i.e., ∆C 1 = ∆C ε .

With the following data Almost all data on grain boundary diffusion or interphase boundary diffusion given in Ref.

D 1 ∆C 1 = D η ∆C η = 2×10 -16 m 2 •s -1 [Paul_2011,
[Mehrer_1990] for temperatures around to 250°C indicate values of (δD int ) which lie in the interval 10 -21 to 10 -24 m 2 s -1 (except the case when Zn is implied). Table 4-4 gives the corresponding values of L ε and e ε deduced from Eq. (4)(5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15)(16)(17)(18)(19)(20) for different values of the parameter δD int . This table shows that for high values of δD int the nucleation of ε phase is not suppressed by the growth of the ″vampire″ η phase while for low values of δD int the nucleation of ε phase can be suppressed by the growth of the ″vampire″ η phase. So, deviation of some part of the interface flux to the bulk diffusion flux across the first growing phase layer may lead to full or to partial suppression of the second phase to grow. As a result, one might observe isolated islands of the second phase instead the continuous layer of this phase. Lateral sizes of such islands should grow parabolically and depends on the thickness of suppressing phase.

3-3-4) Summary

As known after series of Barmak et al. investigations [Barmak_1990], rather often the intermediate phase formation during reactive diffusion consists in two stages -firstnucleation and lateral growth, and second (at higher temperatures or/and longer times)normal growth. In this section, the possibility of kinetic suppression of the lateral growth is discussed for the first time. The criteria of suppression are formulated and applied to Cu-Sn system.

3-4) Conclusions

In this section we have developed a theoretical approach on the suppression criteria of the second phase formation (ε-Cu 3 Sn) at Cu/Cu 6 Sn 5 interface in the Cu/Cu 6 Sn 5 /Sn system by assuming that Cu 6 Sn 5 is the first phase that grow at Cu/Sn interface in form of a continuous layer before the nucleation and growth of the second phase. This assumption is based on the experimental results obtained in section 2 of this Chapter. This theoretical model of the Cu 3 Sn suppression criterion at Cu/Sn interface matches well with the experimental findings presented in section 2. The theoretical criterion gives an estimate for the thickness of the initially formed η-Cu 6 Sn 5 phase to be about 0.6 µm before the nucleation and growth of the second phase ε-Cu 3 Sn occurs, which is in agreement with the experimental results.

Moreover, a theoretical modeling of even earlier stages of the ε-Cu 3 Sn phase nucleation is developed. In this second approach, the possibility of kinetic suppression of the lateral growth (from initially formed isolated nucleus) was discussed for the first time. The criterion of the lateral growth suppression was applied for Cu-Sn system on the basis of the available data of diffusivity in this system.

4) Spectrum of nucleation modes in crystallization of Sn-Cu solder: experimental results versus theoretical model calculations

4-1) Introduction

In this section we analyze both experimentally and theoretically the various possibilities of Sn-0.7wt.%Cu solder crystallization and in particular we report, for the first time, low undercooling degrees (1-7 K) for this alloy. The supercooling of Sn-0.7wt.%Cu alloy is measured by Differential Scanning Calorimetry experiments performed by using cyclic temperature change of the solder with total melting or with partial melting of the solder. Two different conditions for the solder alloy are used: (i) solder over Cu 6 Sn 5 phase prepared by dipping a Cu sheet into a bath of Sn-0.7wt.%Cu liquid alloy at 250°C for 1 s providing natural interface for the heterogeneous nucleation of Sn crystals and (ii) solder alloy without any specially prepared interfaces. At least three categories of undercooling degrees of Sn-Cu alloy are observed according to the experimental conditions. For each undercooling category we try to find the type of the heterogeneous nucleation site responsible for the start of the crystallization. Possible nucleation sites and nucleation modes of the crystallization are explored: (i) in the bulk (homogeneous), (ii) at the planar interface liquid alloy/solid Cu 6 Sn 5 surface, (iii) as a cap over a spherical particle (a), or as a spherical shell covering a Cu 6 Sn 5 phase sphere (b), (iv) in a spherical cavity and (v) in a groove -at the step of the surface. Theoretical and experimental values of undercooling degrees are compared and the sites of the favorable nucleation are proposed for each case.

4-2) Experimental procedure

Two types of samples are used in this study for DSC experiments: (i) Laboratory made Sn-0.7wt.%Cu alloy, and (ii) one sided solder joints performed by dipping small coupons of copper into the Sn-0.7wt.%Cu liquid alloy. The sample preparation procedures were as follows:

The eutectic Sn-0.7wt.%Cu alloy was prepared from pure base materials following a procedure described in Chapter 2.

Small pieces of the alloy with approximate mass of about 0.5 mg were cut from the bulk alloy sample (about 0.07 mm 3 ).

Cu coupons with dimensions 10×6×1.5 mm 3 were successively cut, ground and fine polished from one side with a 0.25 µm particle size diamond suspension and ultrasonically cleaned. Afterwards, the Cu coupons were manually dipped into conventional liquid RMA flux and then into a bath of Sn-0.7wt.%Cu liquid alloy at 250°C for 1 s. After the dipping process, the thickness of the Sn alloy layer over the Cu coupon varied from 20 to 50 µm. The obtained sandwich structures (Sn-0.7wt.%Cu / Cu substrate / Sn-0.7wt.%Cu) were ground from the unpolished side of Cu substrate until the Sn alloy layer is completely eliminated from this side and then cut in small pieces of approximately 2×2 mm 2 . Thus the total mass of Sn alloy over a small piece of the copper substrate is about 0.6 to 1.5 mg (volume 0.08 to 0.2 mm 3 ). In the following, this structure is called ″sandwich structure″.

The dipping conditions (flux, temperature, time) were determined in order to obtain good wetting and thus an intimate contact between the solder and the copper substrate. This important point is verified after dipping experiments as well as after the reflow experiment by scanning electron microscopy (SEM) examination of the copper/solder interface (see section .

The melting and solidification temperatures of the alloy in the obtained pieces or in the sandwich structures were determined by using a Differential Scanning Calorimeter (DSC). In the center of an aluminum pa mass of about 5 mg) sealed (containing about 0.6 to 1.5 m (see Figure 4-27):

(a)

The samples we held isothermally for 5 minut cooling rate of 1 K•min -1 . (regi (b) Heating up to 2 of 2 K•min -1 followed by an i the bottom of the melting pea called ″interrupted melting pea In the DSC measurement no reaction occurs between sol aluminum surface is covered b nickel or tin do not we [Eustathopoulos_1999]) and [Kubaschewski_1993]. These were no noticeable interfacial pans can be considered as i compositions of the solders re 120 pan were placed either ten pieces of Sn-0.7w ed by aluminum cap or a piece of the Cu/S mg of Sn alloy). Two thermal cycles were app were heated at a constant heating rate of 10 K• nutes and then cooled down to room tempera regime A -called ″reflow″).

200°C with a heating rate of 10 K•min -1 then n instantaneous stop of the heating after reach peak and cooling with a cooling rate of 10 K• peak″).

and cooling profiles of DSC experiments.

ults Scanning Electron Micrographs of the Cu sub experiments, i.e., after 1 s of contact at 250°C be 8a) and after 5 minutes at 235°C (Figure 4-28 ion between copper substrate and the solder interfacial layer about 1 µm and 5 µm thick ompounds between liquid Sn-Cu alloys and Cu (see for example Ref. [Tu_2007]) and it is well of Cu -30 shows the h 0.7wt%Cu alloy structure w temperatures of the heating c 0.7wt.%Cu alloy is the same temperature does not practical curve of Figure 4-30 shows t These undercooling degrees ar pieces (about 45-60 K). Thes contact with the solder alloy d strongly suggest that in the ca 121 xidized on the surface, even if ten pieces of sol ng melting and holding of solder pieces in liq This last point was well verified after numerou he heating and cooling curves of ten Sn-0.7wt. ermal cycle A is applied. The onset temperatu rage melting temperature of Sn-0.7wt.%Cu a elting temperature of the binary Cu-Sn eutectic In the cooling curves of Figure 4-29, nine solid ak corresponds to the simultaneous solidifica rly indicate that the solidification of each so r pieces, consistent with each solder piece ergoes solidification at different temperatures. or each solder piece is evaluated to be about ± ues of supercooling are between about 45 e obtain are slightly greater than those obtaine t.%Ag-0.7wt.%Cu alloy (from 16 to 36 K) Ag-0.5wt.%Cu (x = 2.5, 4 and 4.5) alloys (fro arger solder ball diameter (750 µm). These un ous nucleation process occurs because the hom dercooling values, up to 190 K (see Refs. ch a large degree of variation of undercoolin s due to the probabilistic nature of heterogeneou t the variation in the impurity content and the solder alloy, of the tin oxide that covers solder b eneous nucleation, can influence the heterog ooling degree. This can be one of the reasons of rees reported in literature by different authors.

rves of 10 pieces of the Sn-0.7wt.%Cu alloy sh en the heating and cooling regime A is applied.

heating and cooling curves of one piece of th when the thermal cycle A is repeated 10 g curves indicate that the average melting te e as in the case of solder alloy pieces, i.e., 2 cally evolve with the number of the thermal c s that undercooling degrees are situated in th are significantly lower than those observed in ese results clearly show that the presence of c y decreases the undercooling degree by about 45-60 17-20 2-7 1-7 (7 times); 14-17 (3 times) Table 45. Experimental undercooling values, obtained for both configurations (alloy pieces alone or sandwich configuration -Cu/Sn-0.7wt.%Cu alloy), when thermal cycles A (reflow) and B (interrupted peak) are applied.

4-4) Discussion

The significant reduction in undercooling of the liquid alloy after the thermal cycle A (reflow process), from 45-60 K (case of solder pieces) to 17-20 K (case of solder joint) is most likely due to the presence of Cu 6 Sn 5 compound at liquid solder/copper interface which promotes the heterogeneous nucleation of solder on due to its very good wetting on Cu 6 Sn 5 . This significant reduction in undercooling strongly suggests that maintaining of Sn-0.7wt.%Cu alloy pieces for 5 minutes at 235°C leads to the complete dissolution of Cu 6 Sn 5 precipitates in this alloy. These results are in very good agreement with other experimental results reported in the literature on the undercooling of solder alloys in solder ball and solder joint configurations (see for example Refs. [Kang_2007, Hodaj_2013, Chang_2003, Wang_2006, Sobczak_2007, Matsumoto_2005, Kim_2009]). The discrepancy in results on undercooling degrees among different solder pieces, found in this study (from 47 to 60 Ksee Table 45) and reported in literature by different authors (50 to 90 K in Ref.

[Park_YS_2010] for example), is due not only to the probabilistic nature of heterogeneous nucleation but also to the variation in the impurity content and the form and surface defects of inclusions in the solder alloy which can be potential sites for heterogeneous nucleation, can influence the heterogeneous nucleation process and thus the degree of undercooling.

In the following we will mainly focus on the factors that lead to the low undercooling values (1-7 K) when using the thermal cycle B (interrupted heating) for both configurations: solder pieces only as well as solder joint (sandwich) configuration. In particular, we will discuss the role of the pre-existing η-Cu 6 Sn 5 particles, either in the solder bulk or at the solder/Cu interface, in contact with the liquid solder.

From a general point of view, in order to explain the variety of the undercooling values we must relate each undercooling extent to the corresponding type of the heterogeneous nucleation site. For this we must make a list (as full as possible) of possible nucleation sites and find the interrelations between geometrical characteristics of these sites (curvature, angles) and most probable supercooling values. The most rigorous approach is a calculation of nucleation rate from classical nucleation theory as was made for example by Turnbull [Turnbull_1950]. Yet, there is still a lot of discussion on the applicability of the classical nucleation theory to the various nucleation modes. Thus a less rigorous but more practical empirical criteria consists in taking the nucleation barrier energy ∆G * = 60kT as a condition of successful nucleation [Johnson_1975].

We use this rule as an equation for determining of the undercooling provided by a particular nucleation mode. Namely, for each nucleation mode we find the nucleation barrier as a function of undercooling ∆T, solid/liquid interfacial tension γ sl , wetting angle θ, interface curvature radius (in the case of heterogeneous nucleation at a curved interface) and geometrical angle if any (for the case of the nucleation on a step or a groove). We approximate the surface tension as temperature independent and take the bulk driving force ∆g as a linear function of undercooling (actually, the linear dependence is valid only for small undercooling).

To make our scheme self-consistent, we try to determine all necessary parameters only from undercooling experiments. Namely, we evaluate the liquid/solid interfacial tension γ sl from experimental supercooling values for homogeneous nucleation of tin found in literature (see section 4-4-1). Simultaneously we check if this evaluation is consistent with more rigorous approach of Turnbull [Turnbull_1950]. Further applying the same criterion for nucleation at the flat interface liquid/η-phase, we evaluate the probable contact angle θ (see section 4-4-2). Afterwards, knowing γ sl and θ we can proceed to more complex nucleation modes, namely, we consider nucleation of a spherical cap at the surface of a spherical particle (see section 4-4-3), nucleation of a spherical shell over a spherical nano-particle (see section 4-4-4), nucleation on a surface cavity (see section 4-4-5) and finally nucleation at a surface step or groove (see section 4-4-6).

4-4-1) Homogeneous nucleation

Homogeneous nucleation is well described and gives the change in Gibbs free energy during formation of a spherical nucleus of radius r 1 and containing n atoms: Ω at is the atomic volume :

3 1/3 1/3 1/3 at 1 1 at 0 4 π 3 4π 3 ( / ) , n r r n r n Ω Ω = ⇒ = = where 1/3 at 0 3 4π r Ω   =     . The critical size is cr sl 1 2 ∆ r g γ Ω =
and the nucleation barrier is given by:

sl 3 * 2 homo at 2 16π ∆ 3 ∆ G g γ Ω = , (4-22)
where γ sl is a solid/liquid interfacial tension and Ω at the atomic volume.

The driving force ∆g depends on undercooling (∆T = T m -T):

m ∆ ∆ ∆ ( ) q g T T T =
(qfusion heat per atom, T m -the equilibrium melting temperature).

Nucleation criterion ∆G * = 60kT [Johnson_1975] and equation (4)(5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15)(16)(17)(18)(19)(20)(21)(22) give:

( )

sl 2 3 2 m at m homo 2 homo 16π 60k ∆ 3 ∆ T T T q T γ Ω   = -     (4-23)
From the highest undercooling degree found in literature for pure tin, ∆T homo = 190 K according Perepezko [Perepezko_1984] one gets the value of surface tension γ sl = 0.074 J•m -2 . Note, however, that if we take ∆T homo ≈ 104 K (according to Turnbull [Turnbull_1950]) one gets the value of surface tension γ sl = 0.0545 J•m -2 a value which is about 50% higher than that corresponding to ∆T homo = 190 value obtained by Turnbull nucleation rate considerations. the interfacial tension as temperature indepen roximation given the fact that the surface en n 4% when a temperature change as high s are valid at θ < π/2 as well as at θ > π/2. an be distinguished:

4-4-2) Heterogeneous nu

* planar * homo ∆ ∆ G G → 0.
solid phase -solid tin wets the scallop (γ sl + zero and thus making undercooling impossible

* planar * homo ∆ ∆ G G → 1 2 .
n at the interface is favorable but barrier is still s

* planar * homo ∆ ∆ G G → 1.
ms ″natural″ since in this case the nuclei do ite, and only homogeneous nucleation becomes tains: ∆T planar = T m -T planar is the undercooling corresponding to the heterogeneous nucleation of tin in a planar surface of Cu 6 Sn 5 compound.

( G T G T T k T q T θ θ γ θ θ Ω + = =   + =      
Combining equations (4)(5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15)(16)(17)(18)(19)(20)(21)(22)(23) and we obtain the equation with the only one unknown -the contact angle θ :

3 planar m planar homo m homo ∆ ∆ 2-3cos cos 4 ∆ ∆ 2 T T T T T T θ θ -     + =     -     (4-26)
The application of Eq. ( 4-26) for pure Sn with T m = 505 K, and two different values of homogeneous undercooling (∆T homo = 190 K [Perepezko_1984] and 104 K [Turnbull_1950]) and heterogeneous undercooling (∆T planar = 20 K -this study and 40 K [Park_YS_2010]), leads to the calculated values of the contact angle θ reported in This table clearly indicates that the calculated value of the contact angle θ strongly depends on the experimental values of undercooling required for homogeneous nucleation: θ increases by about 45% or 30% when ∆T homo decreases or ∆T planar increases by a factor 2 respectively.

In the following we will choose the value of contact angle θ ≈ 32°, calculated by using the highest undercooling value of ∆T homo = 190 K found in literature [Perepezko_1984] and the value of ∆T planar ≈ 20K found in this study. Note however that in section 4-4-6 we will discuss the influence of the contact angle value on the calculated values of different parameters from calculations that will be performed in next sections. = 190 K [Perepezko_1984] and 104 K [Turnbull_1950]) and heterogeneous undercooling (∆T planar = 20 K -this study and 40 K [Park_YS_2010]).

4-4-3) Nucleation of a spherical cap on a spherical particle This case was firstly considered by [START_REF] Fletcher | Size effect in heterogeneous nucleation[END_REF]. Also we performed the numerical calculations for estimation and comparison of nucleation barriers for different configurations.

The Gibbs energy of formation of a tin spherical cap of radius r 1 on a η-Cu 6 Sn 5 spherical particle of radius r > r 1 (see Figure 4-34) can be given as:

( )

cap after before sl sl sη sη sη at ∆ ∆ - - - S gV G G G S S γ γ γ Ω = = + + , (4-27)
where V S is the volume of the spherical cap, S sl and S sη are surface areas at the solid/liquid and solid/η interfaces respectively.

The geometrical factors in Eq. ( 4-27) can be calculated as: According to Fletche

( ) sl 1 2 1 -cos 2 1 S r π α = , (4-28) ( ) sη 2π 1-cos 2 S r α = , ( ) ( ) 3 3 3 S 1 1 π π 2 -3cos cos - 2 -3cos cos 3 3 3 1 r r V α α α α = + + .
given by:

The free energy of forma

∆G where f(m,x) is a geomet ( ) 1 1 , m f r g θ  - = +   where 1 cr r x r = , cos m =
When the particle radius (i.e., combining Eqs. ( )

* cap * 3 planar 1 ∆ 2 4>1 ∆ 2-3cosθ+cos θ , f r G G θ = ⋅
at the positively curved interfa planar interface. Therefore the larger than that at a planar inte Thus, nucleation of tin a for the significant decrease of t 4-4-4) Nucleation of a na This case is well describ the following equations.

The Gibbs energy of the ( ) ( )

3 sl cap at homo 2 8π 1 ∆ ∆ 3 ∆ 2 * 2 * , , G f r G f r g γ Ω θ θ = = ,
etrical factor. This factor is:

3 3 2 2 3 3 3 mx x m x m x mx g g g         - - -   + - + +                   θ cos and
( ) , it is easy to check numerica >1, see Figure 4-37 in section 4-4-5). This me erface of a solid particle is always more diffic the undercooling for nucleation at a spherical nterface. n at spherical preexistent η-phase particles can of the undercooling observed experimentally (1 nanolayer on a spherical nanoparticle ribed (see for example Ref. [Sear_2008]), so w he layer formation (see Figure 4-35) can be deri

1 2 2 1 2 g x mx = + - . ius r tends to infinity then * * cap planar ∆ ∆ G G → wi 4) and
3 3 2 2 1 1 sl sl at π -∆ 4 - 4π -4π cos 3 ( ) r r g r r γ γ θ Ω = +
of the spherical nanoparticle and r 1r is th rical shell all over the spherical particle. adius is equal to: It is important to note th from r 1 > 0. If the nanoparticle will start from overcritical rad 21), the expression (4-32) can

( ∆G r
Therefore, the nucleatio nonoparticle r and can be repre One can see that the heterogeneity has itself the ba and has a minimum (see F nanoparticles only one specific

The optimal radius of th will be equal to:

( ) sl sl opt homo 3 2 homo at 2 3 2 homo at 2 4 ∆ ∆ --3 32π ∆ --3 ∆ 16π ∆ c 3 ∆ * * * * G r G G g G g γ Ω γ Ω   =     =    = -
Thus :

Knowing that: One can easily check tha 128 ic presentation of nucleation of a thin layer of t that in this model the r 1 value starts changing icle is large enough, cr 1 r r > , then the ∆G layer (r 1 ) radius and will be descending without barrier. an be represented in the form:

) ( ) 3 2 homo sl at 4 π ∆ ∆ ∆ - 4π cos 3 1 1 r g r G r r γ θ Ω   = - +     .
tion barrier in this case depends on the radiu presented as: 

3 2 homo sl at 4 π ∆ ∆ ∆ -- 4π co 3 * * ( ) r g G r G r γ Ω  = +   e amount
- 4π co 3 ∆ ∆ cos 16π cos ∆ ∆ cos ∆ 1 cos ∆ 2 * g g g g g G γ θΩ γ θΩ γ Ω γ θ Ω θ θ θ       +             + =    = - ( ) layer opt 3 homo ∆ 1-cos ∆ * * G r G θ = ( )
l cosθ   =    (4-36)
24), we obtain for r inimize the value of tain:

( )

layer ∆ ∆ * G r
This means that the he nanoparticle) is less favorable surface of the same material. the observed decreasing of und 4-4-5) Nucleation of a sp This case is described by Figure 4-36): 

layer opt planar ∆ ∆ ∆ * * r G r G > > .
heterogeneous nucleation of a spherical shell le than the heterogeneous nucleation of a sphe l. So, this mechanism should also be excluded ndercooling.

spherical cap on a spherical cavity by the same equations as in section 4-4-3 with ic presentation of nucleation of a tin spherical c phase (radius r).

S after before sl sl sη sl at

∆ ∆ - - cos gV G G S S γ γ θ Ω = = + -
ume of the spherical cap, S sl and S sη are su rfaces respectively. rs in Eq. (4-37) can be calculated as:

( )

2 1 1 π 1-cos r α , ( ) 
2 sη 2π 1-cos S r α = , ( ) ( ) ( ) ( 2 2 2 2 1 π 3 1 cos 1 cos 3 6 1 h r - r - h r α α + + +
q. (4-30), the critical curvature radius of solid In order to compare ∆ radius r of the spherical cata nucleation with the following p T m = 505 K, q =1.168•1 J•at -1 ) and γ sl = 0.074 J•m -2 and Figure 4-37 gives the ca of (∆G * ) of the cap or shell at at the same bulk driving force the spherical catalyst particle. always more energetically favo ∆G Eq. indicates that on the planar interface and thu

In order to estimate the r values obtained during the the numerically the Eq. ( 4-39):

∆G with a typical value of u physical values for tin: These c curvature of the catalyst particl Smaller radii should gi molten solder didn't contain an the undercooling is higher than give smaller undercooling, so we can predi any η-phase particle with cavities smaller than han 5 K. 

2 2/3 gb 0 ∆ -∆ 4π , G gn r n γ = + % 1/3 1/3 sl 3 sin - cos 2π sin β γ γ β θ α     =         % .
metry of nucleation at the triple joint solid/η ndary; b) centre of curvature (O) at the solid si ure at the liquid side (β < 0 and θ < π/2α).

can be deduced as: Comparing cases 1, 2 an spread (at least in 1D).
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This gives us the misorie higher than the ″corresponding see Thus, we can predict tha solder cannot contain any groo higher than 5 K.

Note however that the ca 5), of misorientation angle of [Turnbull_1950].
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The retained values in this study are in bold.

4-5) Conclusions

1. Specific DSC experiments of crystallization of Sn-0.7wt.%Cu alloy, under two different conditions -solder over Cu 6 Sn 5 phase and solder without any specially prepared interfaces, performed by using cyclic temperature change of the solder with total or with partial melting, lead to at least three categories of undercooling degrees (i) 1-7 K, (ii) 14-20 K and (iii) 45-60 K. The lower undercooling degrees (1-7 K) are reported for the first time in the case of Sn based solder alloys.

2. A practically full list of possible heterogeneous crystallization sites with simple geometrical forms has been considered. This includes nucleation at the curved interfaces with various signs of curvature, and also grooves and steps.

3. For each type of site and for each geometrical parameter the most probable supercooling can be found.

4. In the reflow processes (regime A) the full dissolution of any Cu 6 Sn 5 particles nanoparticles inside melt is reached, therefore heterogeneous nucleation is related only to solid impurities in the solder bulk or to the Cu 6 Sn 5 layer formed at Cu/liquid interface in the sandwich samples.

5. In the case of interrupted melting (regime B) there are some remaining Cu 6 Sn 5 particles in the melt. The sites of the favorable nucleation are, most probably, cavities with curvature radii larger than about ten nanometers or/and steps (grooves) on the surface of the solid particle with opening angle larger than about 120-130°.

5) Conclusions

By implementing a fast dipping experimental set-up (made in our laboratory), SEM-FEG and TEM techniques, we succeed to study for the first time the sequence of formation of intermetallic compounds on the interface between Cu and liquid Sn-Cu alloy at the very beginning of reaction (from 1 ms to 1 s ) at 250°C. For a very short time between 1 ms to 40 ms the formation of the two intermetallic layers at the interface is revealed: a thin and homogenous layer of tiny grains (with size varying between 40 and 100 nm) and scalloped layer of free-standing or adjacent grains (with size varying between 50 and 500 nm). Grains of both layer correspond perfectly to the basic η*-Cu 6 Sn 5 structure. On the contrary, the Cu 3 Sn phase crystallites are not detected for such short reaction times. In its turn analysis of the interface between Cu plate dipped in liquid Sn-Cu alloy at 250°C for around 1 s revealed the formation of a thin layer of the ε-Cu 3 Sn phase (thickness ≈ 100 nm) and a scalloped layer of the Cu 6 Sn 5 phase (scallop height up to 500 nm). These experiments give the answer on one of the most interesting question in soldering: the initial nucleation and growth of the dominant η-Cu 6 Sn 5 phase is proved to happen first. It is also found what thickness (and at what time) this dominant phase should reach before formation of the other, initially suppressed, ε-Cu 3 Sn phase will happen.

We have also developed a theoretical approach on the suppression criteria of the second phase formation (ε-Cu 3 Sn) at Cu/Cu 6 Sn 5 interface in the Cu/Cu 6 Sn 5 /Sn system by assuming that Cu 6 Sn 5 is the first phase that grow at Cu/Sn interface in form of a continuous layer before the nucleation and growth of the second phase. This assumption is based on the experimental results obtained in section 2 of this Chapter. This theoretical model of the Cu 3 Sn suppression criterion at Cu/Sn interface matches well with the experimental findings presented in section 2. The theoretical criterion gives an estimate for the first formed η-Cu 6 Sn 5 phase thickness of about 0.6 µm before the nucleation and growth of the second phase ε-Cu 3 Sn occurs, which is in agreement with the experimental results. Moreover, a theoretical modeling of even earlier stages of the ε-Cu 3 Sn phase nucleation is developed. In this second approach, the possibility of kinetic suppression of the lateral growth (from initially formed isolated nucleus) was discussed for the first time. The criterion of the lateral growth suppression was applied for Cu-Sn system on the basis of the available data of diffusivity in this system.

Finally, we performed specific DSC experiments of crystallization of eutectic Sn-Cu alloy in two different configurations: solder over Cu 6 Sn 5 phase and solder without any interfaces in order to study the heterogeneous nucleation of solid Sn during cooling of this alloy. By applying complete melting of the solder (reflow cycle) and partial melting thermal cycles we succeed to detect different categories of the undercooling degrees. The peculiar interest lays in detection, for the first time, of the low undercooling degrees in the range 1-7 K in the case of partial melting. Detailed analysis of different possible heterogeneous nucleation sites of Sn allowed us to conclude that: (i) In the case of the reflow process (complete melting of the solder), the Cu 6 Sn 5 particles are completely dissolved in the liquid bulk, therefore heterogeneous nucleation is related only to solid impurities in the solder bulk (or to Cu 6 Sn 5 layer formed at Cu/liquid interface in the case of solder joint). (ii) In its turn, when the melting of the solder is interrupted (partial melting), there are still some remaining Cu 6 Sn 5 nanoparticles in the melt providing the heterogeneous nucleation sites for Sn. A theoretical approach on heterogeneous nucleation in this last case (low undercooling values) shows that the sites of the favorable nucleation are, most probably, cavities with curvature radii larger than about ten nanometers or/and steps (grooves) on the surface of the solid particle with opening angle larger than about 120-130°.

Chapter 5: Growth kinetics of intermetallic layers in the Cu /Sn system

1) Introduction

As already mentioned in Chapter 1, reaction between copper and tin-based solder (which is called soldering or reflow in case of liquid solder and solid-state aging in case of solid solder) had been known for a few thousands years but its exact mechanism is still under discussion. In previous chapter we already studied the first stage of Cu 6 Sn 5 phase formation at Cu/liquid Sn interface and discussed the conditions of successful nucleation and growth of Cu 3 Sn intermetallic. In solid-state aging both intermediate phases (Cu 6 Sn 5 and Cu 3 Sn) growth rates are comparable. In reflow process the growth of Cu 6 Sn 5 is much faster. It means that the liquid state of solder creates some additional possibilities. According, for example, to Kim and Tu [Kim_1996], Gusak and Tu [Gusak_2002] and many others [Bader_1995, Gagliano_2003], these additional possibilities are related to full wetting of grain boundaries in Cu 6 Sn 5 phase by the liquid solder with formation of the liquid channels providing large flux of copper into molten solder with subsequent precipitation of additional Cu 6 Sn 5 on the interface of scallops with liquid solder. This interpretation was questioned by Görlich and Schmitz [Görlich_2005], who argued that the grain boundaries may transform into kind of the prewetted boundaries but not into liquid channels. There is still a lot of controversy about the exponent of growth law. Thus, this traditional field still needs additional research and interpretation. We present several new ideas and results in this chapter.

The first idea is to compare the kinetics of Cu 6 Sn 5 phase growth for the normal couple Cu/Sn liquid and for the incremental couple Cu 3 Sn/Sn liquid . The change in the growth rate may give us a link with the mechanism of the IMC growth. We prepared the growth kinetic experiments at 250°C in two diffusion couples: classical couple of Cu and saturated Sn at 250°C, in which the formation of two IMC, namely η-Cu 6 Sn 5 and ε-Cu 3 Sn proceeds and the incremental couple of as-prepared Cu 3 Sn and saturated Sn at 250°C (see section 2).

The second key idea is to compare the reaction of copper with liquid and with solid solder at the same temperature. This task is realistic since tin is known for its high ability to supercooling. As it is shown in the previous chapter, nucleation of solid tin usually means overcoming of the rather high nucleation barriers. Therefore, it is possible to study the reaction of copper with solid tin and of copper with supercooled liquid tin at the same temperature. The differences between Cu/solid Sn and Cu/metastable liquid Sn interfacial reactions were studied at the same temperature of 222°C. The aim of this study is to clarify the role of the physical state of the solder on the morphology and on the growth kinetics of the reaction products (see section 3).

The third key idea is to treat the disappearance of liquid channel as the process starting from the nucleation of a solid island between the liquid channel walls. To predict the operating width of the liquid channels we have performed the model, which incorporates the heterogeneous nucleation of the η-phase nucleus overlapping the pre-existing liquid channel at its very bottom. Thus, we present the thermodynamic criterion for determination of the channel width in between two growing η-phase scallops (see section 4).

Therefore, in this Chapter the study of the growth kinetics of phases in Sn-Cu solder /Cu substrate system and competition of phases will be presented. The main purpose of the study is to reveal the factors that affect morphology of the reaction products and mechanisms of the growth of phases. The particular interest lays in proving the existence of the liquid channels between the growing scallops of the η-Cu 6 Sn 5 phase during reaction between Cu and tin-based solders at liquid state.

2) Phase growth competition in solid-liquid reactions between Cu or Cu 3 Sn compound and liquid Sn-based solder 2-1) Experimental procedure The Cu 3 Sn compound was prepared from 99.99% Cu and 99.9% Sn base metals by melting in an alumina chamber furnace under vacuum. The metals were weighted to obtain the overall composition 62.0wt.%Cu with a total mass of about 2 g and then placed in an alumina crucible 10mm in diameter. The heat treatment cycle is described in Chapter 2 (section 5-3-3). The obtained pieces of the Cu 3 Sn compound were cross-sectioned, grounded, polished and ultrasonically cleaned with basic solutions. Cylindrical peaces 5-10 mm in diameter and 1-2 mm thick were thus obtained for reaction experiments.

Cu coupons (99.99% purity) with dimensions 10×6×1.5 mm 3 were grounded and fine polished from one side and ultrasonically cleaned. The Cu coupons and pieces of Cu 3 Sn were dipped firstly in a conventional liquid RMA flux and then in the liquid melt of pure tin at 250°C for 1 s. The thickness of tin layer over the Cu and Cu 3 Sn substrates varied from 20 to 200 µm. The obtained sandwich structures (Sn/substrate/Sn) were cut in small pieces of approximately 2×2 mm 2 . Each piece was then placed in a not reactive crucible, put in a heating chamber with precise temperature control and heated up to 250°C with a heating rate of 70°C•min -1 . After isothermal holding at 250°C for the aimed reaction time, the samples were cooled down rapidly by high air flow resulting in an approximate cooling rate of 100°C•min -1 . The reaction times were 10, 30, 120 and 480 min respectively.

The average thickness of the IMCs was calculated by measuring the total area of the IMCs and dividing it by the total length of the images. In fact, backscattered electron images are examined by an image analysis software (ImageJ) and the thickness of the interfacial layer is measured every 230 nm (about 4 measurements per micrometer). For each cross-section 3 images (about 200µm in length) were taken. In this way, the size distribution and the average value of the reaction layer thickness are obtained by a very large number of measurements.

2-2) Experimental results

Figure 5-1 gives SEM micrographs of the reaction product formed at the Cu/alloy interface and at the ε-Cu 3 Sn/alloy interface for the samples, which were aged at 250°C for 10, 30, 120 and 280 min. Figures 5-1a,c,e,g show that whatever the holding time at 250°C, the reaction product at the Cu/alloy interface consists of two IMC layers: a scallop-shaped compound η-Cu 6 Sn 5 on the solder side and a thin layer of ε-Cu 3 Sn compound on the Cu side. This observation is in agreement with the experimental results reported in previous studies, see for example Refs. [Tu_2007, Gagliano_2003]. d,f,h show that whatever the holding time at 250°C, the reaction product at the ε-Cu 3 Sn/alloy interface consists of a single layer: a scallop-shaped compound η-Cu 6 Sn 5 presenting a very similar morphology as that of η layer formed at Cu/alloy interface. For comparison purpose, two typical micrographs of the cross section along more than 0.5 mm of the interface are given in Figure 5-2 for Cu/alloy and Cu 3 Sn/alloy samples after isothermal holding at 250°C for 2h.

For each sample, the average thickness e of each layer (e η and e ε for Cu/tin couple and e′ η for ε-Cu 3 Sn/tin couple) were calculated using Image J software. The average values of e from samples used for each holding time are given in Table 5-1. This table shows that, for the Cu/alloy samples, the average thickness of the ε-Cu 3 Sn layer e ε is much lower than that of η-Cu 6 Sn 5 layer e η regardless of the holding time at 250°C and e ε increases from about 0.5 µm to 4 µm when the holding time increases from 10 to 480 min. It shows also that the thickness of the η-Cu 6 Sn 5 layer formed at Cu/alloy interface (e η ) is very close to that of η formed at ε-Cu 3 Sn/alloy interface. In Figure 5-3, the average thickness of each layer (e η and e ε for Cu/tin couple and e′ η for Cu 3 Sn/tin couple) are plotted against the square root and cubic root of time. The error bars in this Figure give the standard deviation from the average thickness of the interfacial layer calculated according to the procedure presented in section 2-1. These presentations are in relation to the fact that the mechanism of the phase growth in Cu/Sn system is still under discussion. Indeed, the most popular candidates for the power law of η-phase growth kinetics are 1/2 and 1/3. Therefore, we represented the data of growth kinetics by two different ways -(i) as dependence of average phase thickness on the square root of time (Figure 5-3a), and alternatively, (ii) as dependence on the cubic root of time (Figure 5-3b). Strictly speaking, more correctly would be to represent the results in the form:

( ) ( ) ( ) 2 2 2 0 1/ 2 X X k t ∆ = ∆ + or ( ) ( ) ( ) 3 3 3 0 1/ 3 X X k t ∆ = ∆ + ,
where ∆X 0 and ∆X = e are the average thicknesses of a given layer i (i = ε or η) just after contact formation (t = 0) and after a reaction time t respectively. k 1/2 and k 1/3 are the growth constants of layer i depending on the operation mechanisms for the layer growth. Yet, at least for η-phase, the reached average thicknesses are much larger than initial ones. So, in representation we neglected the initial thickness just after contact formation.

Time, min

Cu/Sn couple Cu 3 Sn/Sn couple ε-Cu 3 Sn thickness, µm η-Cu 6 Sn 5 thickness, µm η-Cu 6 Sn 5 thickness, µm 10 0.50 ± 0.27 3.31 ± 0.29 3.12 ± 0.13 30 0.91 ± 0.09 3.52 ± 0.74 5.27 ± 0.32 120 2.07 ± 0.65 7.58 ± 0.14 10.46 ± 0.86 480 3.97 ± 0.77 12.75 ± 1.00 13.81 ± 1.11 Table 5-1 From Figure 5-3, we deduce the growth constants for η-Cu 6 Sn 5 phase layer: (a) for the Cu/Sn couple: k 1/2 = 4.87 µm•h -1/2 and k 1/3 = 6.08 µm•h -1/3 , (b) for the ε-Cu 3 Sn/Sn couple: k′ 1/2 = 5.89 µm•h -1/2 and k′ 1/3 = 7.16 µm•h -1/3 . These values lead to a ratio between the experimental growth constants:

' 1/2 1/2 k k ≈ 1.21 and ' 1/3 1/3 k k ≈ 1.18.

2-3) Theoretical analysis

In this section we will discuss and compare, from a theoretical point of view, the growth kinetics of η-Cu 6 Sn 5 layer in two configurations:

(a) Cu/ε/η/Sn (Cu/Sn couple) and (b) ε/η/Sn configuration (incremental couple). We make the following assumptions concerning the growth mechanism of η-Cu 6 Sn 5 layer:

(ii) growth kinetics limited by solid state diffusion -growth in parabolic regime and (ii) growth kinetics limited by diffusion in liquid intergranular channels inside the η-Cu 6 Sn 5 layer.

2-3-1) Growth kinetics limited by solid state diffusion -parabolic regime a) Cu/Sn couple: simultaneous growth of two phase layers (ε ε ε ε and η η η η) in parabolic regime Let us start with reminding the well known equations for single-phase and two-phase growth of IMC continuous layers with narrow concentration ranges between two mutually almost insoluble (at the temperature of reaction) components [Gusak_2010].

Let C be a mole fraction of copper (Cu):

η ε 6 /11, 3 / 4 C C = =
. So far we assume that the so-called Wagner integrated diffusivities (products D i ∆C i of average interdiffusion coefficient D i and of concentration range ∆C i ) remain constant during reaction. This corresponds to bulk diffusion through them or to grain boundary diffusion with constant lateral grain size.

In such case the growth equations for two phase layers growing simultaneously in diffusion-controlled regime are determined by the flux balance equations at the moving boundaries Cu/ε, ε/η and η/Sn (see Figure 5-4a) and by Fick's law inside each phase:

η η η ε ε ε ε η η η ε d 1 d X D C C D C t C C C X X   ∆ ∆ ∆ = -     - ∆ ∆  
(5-1)

η η η ε ε ε ε η η ε ε 1 d 1 d 1 D C C X D C t C C X C X   ∆ - ∆ ∆ = - +     - ∆ - ∆  
(5-2)

If we consider the diffusion-controlled growth of both phases with constant effective diffusivities, one can assume from the very beginning that:

, , / / X k t X k t X X k k r const η η ε ε ε η ε η ∆ = ∆ = ∆ ∆ = ≡ =
(5-3) Substituting it into initial equations, one gets:

1 2 k D C C D C C C C k k η η η ε ε ε ε η η η ε   ∆ ∆ = -     -   , 1 1 2 1 D C C k D C C C k C k η η η ε ε ε ε η η ε ε   ∆ - ∆ = - +     - -  
( This set of two algebraic equations for the growth constants k ε and k η has simple but clumsy solution. In our case, the Wagner diffusivity of ε-phase is close to that of η-phase,

ε ε η η ∆ ∆ / D C D C ≈ 1 [Kumar_2011], which leads to k ε ≈ 1.21 and η η η 1.06 2 k D C ≈ ∆ (5-5) b) Incremental ε ε ε ε/Sn couple:single η η η η

layer growing parabolically between ε ε ε ε-phase and Sn

At first we formulate the general case when the marginal ε-phase has concentration in between the homogeneity range and has higher copper content than needed for equilibrium with η-phase at the ε/η phase boundary (see Figure 5-4b and Appendix 2). From calculation performed in Appendix 2, one can conclude that the smaller is the deviation of Cu concentration in the bulk ε-phase from equilibrium with η-phase, eq ε/η C , the faster will be the growth of η-phase. Thus, by assuming that eq

ε/η ε 3/4 C C = =
, we calculate the highest value of growth rate of η-phase growing between ε-phase and liquid (see Figure 5-4b).

If we consider the diffusion-controlled growth of η-phase with constant effective diffusivities, one can assume from the very beginning that:

η η ∆ ' ' X k t = (5-6)
By writing the mass balance at ε/η and η/liquid Sn interfaces (see Figure 5-4b),

η η/Sn ε/η/ ∆ - ' ' ' X X X =
, one gets:

( ) ε η η/Sn η/ε η η η η η ε η 2 2.6 2 C k k k D C D C C C C ′ ′ ′ ≡ - = ∆ ≈ ∆ - (5-7)
Comparison of Eq. with Eq. (5)(6)(7) shows that the transition from Cu/Sn couple to incremental ε-Cu 3 Sn/Sn couple will make the growth rate of η-phase faster (k′ 1/2 > k 1/2 ), by a factor 2.6/1.06 = 2.45 if Wagner integrated diffusivities are equal in both ε and η phases. Note that this case corresponds to the Cu/Sn system for which In some studies, it is shown that the much faster growth kinetics of the η-Cu 6 Sn 5 compared to that of ε-Cu 3 Sn phase, is due to the fact that during the reaction between molten solder and copper, the growth of Cu 6 Sn 5 scallops takes place at the solder/metal interface by rapid liquid state diffusion through nanometric liquid channels between Cu 6 Sn 5 scallops, leading thus to a rapid growth rate of this phase [Kim_1996].

D ε ∆C ε ∼ D η ∆C η [Kumar_2011].
In order to evaluate the evolution of the average scallop size (see ii)

The liquid is homogeneous in concentration and already saturated by copper for X > R and a constant concentration gradient exists in the liquid phase (channels) from the top of the liquid/η interface (X =X lη ), where the copper concentration corresponds to the liquid/η equilibrium concentration (C lη ) to the ε/η interface at the bottom of the channels (X = X εη ), where the copper concentration in the liquid channels corresponds to the liquid/ε metastable equilibrium (C lε ) -see Figures 5-4c and Figure 5-5c. For the fluxes of Cu atoms (number of atoms per unit area per unit time) through both intermetallic phases (evidently, through ε-phase layer and liquid channels) we can use the following expressions [Gusak_2002]:

(ε) eq (ε) ε ε ∆ ∆ D C J X Ω = % (5-8) ( ) l/ε l/η free (η) melt melt l/ε l/η Cu Cu total 2 - - C C S J D D C C R S R δ Ω = = , (5-9) 
where Ω is an atomic volume, (ε) eq C and l/η C are the equilibrium concentration of Cu at the liquid/ε-phase and liquid/η phase interface correspondingly (see Figure 5-4c). According to the constraint that the interface between the scallops and Cu is occupied completely by scallops except the thin channels, we have: NπR 2 ≈ S total = constant, where N is the number of scallops. The free surface (the cross-sectional area of channels at the bottom) for the supply of Cu from the substrate is: S free = 2πRN(δ/2)= (δ/R)S total where δ is the channel width. Note that the number of liquid channels per unit area of reaction interface (proportional to S free /S total = δ/R) is higher for a scallop-form η-phase compared to a semispherical-form η-phase. The error on δ/R value can be estimated to be given by the a/H ratio (about 20-30%).

Then the basic kinetic equations for simultaneous growth of both phases are:

( ) ( ) ( ) ( ) ( ) (ε) eq Cu/ε ε ε melt (ε) eq ε/η l/ε l/η Cu ε ε η 2 ε melt η/Sn l/ε l/η Cu η 2 d 1 d d d dX 0 d D C X C t X D D c X C C C C t H X D C C C t H ε δ δ ∆ - = - ∆ ∆ - = - - + ∆ - = - % % (5-10a,b,c)
The growth rate of each layer can be found as the difference in the velocities of two interfaces, for example for ε-phase layer:

ε/η Cu/ε ε d d d d d d X X X t t t ∆ = - .
Equations for phase thicknesses are then:

( ) ( ) (ε) eq melt l/ε l/η ε ε Cu 2 ε η ε ε ε η d 1 1 d 1 X D c D C C t C C C X C C H δ   ∆ ∆ = + - -     - - ∆ -   % (5-11a) ( ) melt (ε) eq l/ε l/η Cu ε 2 η ε η ε η ε d 1 1 1 d D D c H C C t C C C H C C X δ   ∆ = + - -     - - ∆   % (5-11b)
From experiment we know that during soldering ε-phase grows slowly. Let us use a steady-state approximation for the ε-phase:

( ) ( ) ( ) (ε) eq melt l/ε l/η ε Cu 2 ε η ε ε ε η (ε) eq melt l/ε l/η ε ε Cu 2 ε η 1 1 0 1 1 1 D c D C C C C C X C C H D c C D C C X C H δ δ   ∆ + - - ≈ ⇒     - - ∆ -   ∆ - ⇒ ≈ - ∆ - % % (5-12)
Then, substituting Eq. ( 5-12) into Eq. ( 5-11b), one obtains:

( ) ( ) melt l/ε l/η Cu 2 η η d 1 d 1 D H C C t H C C δ ≈ - - Simple integration gives: ( ) ( ) 1/3 melt l/ε l/η Cu η η 3 1 at Cu substrate D H C C t C C δ     = -   -   ( ) ( ) ( ) melt at Cu substrate l/ε l/η Cu calc η η 1/3 1/3 1/3 1/3 3 1 D H C C t k t C C δ     = - =   -   (5-13) 
Where ( ) calc 1/3 k is the calculated growth constant of the η-phase in the case of Cu/Sn couple by Cu penetration through the liquid intergranular channels of η-phase.

b) Incremental ε ε ε ε/Sn couple: single η η η η layer growing between ε ε ε ε-phase and Sn by copper penetration through the liquid intergranular channels of η η η η-phase If ε-phase becomes marginal (as was realized in our experiment) and, as above, there is no flux inside this phase, then one obtains for incremental couple ε-Cu 3 Sn/liquid Sn saturated with Cu (see Figure 5-5d). Only one phase is growing (η-phase) in the form of scallops. Once more by making the approximations used in Eq. (5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF] the basic kinetic equations for growth of η-phase at ε/liquid interface become:

( ) ( ) ( ) ( ) melt ε/η l/ε l/η Cu ε η 2 melt η/Sn l/ε l/η Cu η 2 d d d 0 d D X C C C C t H D X C C C t H δ δ - = - - - = - (5-14)
Then, Eqs. (5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14) for H = X η/Sn -X ε/η lead to:

( )

melt l/ε l/η Cu 2 η ε η d 1 1 d D H C C t C C C H δ   = + -     -  
(5-15)

Simple integration of Eq. (5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15) gives:

( ) ( ) ( ) 1/3 incremental melt l/ε l/η 1/3 ' 1/3 ε Cu 1/3 calc η ε η 3 C H D C C t k t C C C δ     = - =   -  
(5-16)

where ( )

calc 1/3 ' k
is the calculated growth constant of the η-phase in the case of incremental ε/Sn couple by Cu penetration through the liquid intergranular channels of ηphase.

Thus the ratio between the average values of H = R (but also between the average thicknesses of the η-layer) obtained for both cases can be calculated from Eqs. (5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13) and (5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15)(16):

( ) ( ) ( ) ( ) 1/3 η ε 1/3 calc at Cu substrate /3 ε η calc 1-C C ' 1.19 C -C 1 incremental k H H k     = = ≈    
(5-17)

2-4) Comparison of theory and experiment

We can see that the experimental value of the ratio of cubic root dependencies for full Cu/Sn and incremental ε/Cu 3 Sn couples (k′ 1/3 /k 1/3 ) exp ≈ 1.18 practically coincides with our theoretical prediction: (k′ 1/3 /k 1/3 ) calc ≈ 1.19, see Eq. (5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15)(16)(17). This is much better than if one tries to represent the data as square root dependences. Indeed, in this last case we have (k′ 1/2 /k 1/2 ) calc ≈ 2.45, value much higher than the experimental one (k′ 1/2 /k 1/2 ) exp ≈ 1.21 (see Figure 5-3).

Moreover, Eq. (5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15)(16) gives the possibility to estimate the product of copper diffusivity in channel and channel width:

( ) ( ) (
) [5][6][7][START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF][10][11][12][13][14][15][16][17][18] where C η = 6/11 and C ε = 3/4 are the copper concentrations in η-Cu 6 Sn 5 and ε-Cu 3 Sn respectively. The difference of copper concentrations C l/ε -C l/η ≈ 8×10 -3 in liquid tin between equilibrium with ε-Cu 3 Sn and with η-Cu 6 Sn 5 phases is obtained from thermodynamic data [Hodaj_2014, Dinsdale_1991, Shim_1996]. With these data Eq. (5-18) becomes:

3 1/3 η ε η melt calc Cu l/ε l/η ε - 3 - ' k C C C D C C C δ = ( 
( )

3 melt Cu 1/3 calc 5.7 ' D k δ ≈ ⋅ (5-19)
We recall that the experimental variation with time of the average thickness of the η-Cu 6 Sn 5 phase (e η ) is given in section 2-2 (see Figure 5-3b) by: ( )

' 1/3 η 1/3 exp e k t =
(5-20) whereas the calculated variation with time of the average height of scallops (see Figure 5-5) is evaluated in section 2-3-2 by: ( )

3 incremental ' 1/3 1/3 calc H R k t = =
(5-21)

Combining Eqs. (5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15)(16)(17)(18)(19)(20) and (5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15)(16)(17)(18)(19)(20)(21) and the evaluation of the ratio e η /R = π/4 (see Figure 5-5b), one obtains:

( ) ( ) ' ' 1/3 1/3 calc exp 4 π k k = (5-22)
Eqs. (5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15)(16)(17)(18)(19) and (5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15)(16)(17)(18)(19)(20)(21)(22) lead to:

( )

3 melt ' Cu 1/3 exp 7.3 D k δ ≈ ⋅ (5-23)
Taking the data on kinetics for ε-liquid solder interaction from section 2-2, Figure 5-3b: (k´1 /3 ) exp ≈ 7.2 µm•h -1/3 ≈ 4.7×10 -7 m•s -1/3 , one can estimate the product melt Cu D δ from Eq. (5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15)(16)(17)(18)(19)(20)(21)(22)(23) as approximately 8×10 -19 m 3 •s -1 .

Knowing the estimate for diffusivity in liquid solder as approximately 10 -9 m 2 •s -1 , one can estimate the channel width as about 1 nm, which is not far from the estimate of Jong-ook Suh et al in [Suh_2008] for tin-lead solder (about 2.5 nm).

2-5) Conclusions

For the first time the reaction with liquid tin-based solder was studied by direct interaction between specially prepared ε-Cu 3 Sn phase and liquid tin saturated with copper at 250°C. The reaction product formed at the ε-Cu 3 Sn/liquid Sn-Cu alloy interface consists of the single η-Cu 6 Sn 5 phase with a scallop morphology similar to the classical morphology of the η-Cu 6 Sn 5 phase formed at Cu/liquid Sn interface.

Comparison of growth kinetics of the η-Cu 6 Sn 5 phase in Cu/ε/η/liquid Sn-Cu and ε/η/liquid Sn-Cu systems shows that in the second case (incremental couple) the average thickness of the η layer is about only 20% greater. This relatively small difference in the growth kinetics of η-Cu 6 Sn 5 phase between the two couples can be explained if the η-Cu 6 Sn 5 phase growth occurs by liquid state diffusion via the liquid channels between scallops of ηphase and thus supports the FDR model. The average width of liquid channel in the η-Cu 6 Sn 5 phase is estimated to be about 1 nm.

3) Differences between Cu/solid Sn and Cu/metastable liquid Sn interfacial reactions at identical temperature: role of the liquid state on the kinetics of interfacial reactions and the morphology of the reaction product

3-1) Introduction

The principal aim of this section is to study the differences between Cu/solid Sn and Cu/metastable liquid Sn interfacial reactions at identical temperature and to determine the role of the liquid state in the kinetics of the interfacial reactions as well as in the morphology of the reaction product. For this purpose, we have performed specific DSC experiments of interfacial reactivity between metastable liquid Sn-0.7wt.%Cu alloy and Cu substrate as well as between solid Sn-0.7wt.%Cu alloy (noted below by Sn-Cu alloy) and a Cu substrate at rigorously the same temperature of 222°C. Afterwards, we compare and analyze these experimental results and perform a theoretical analysis of the growth kinetics of the η-Cu 6 Sn 5 phase in both configurations.

3-2) Experimental procedure

In order to reveal the influence of the physical state of the solder on the growth kinetics and morphology of the intermetallic phases we have performed experiments with pure Cu and Sn-Cu alloy at 222°C in two configurations:

(i) Solid state aging of the couple Cu/solid Sn-Cu alloy (ii) Interfacial reaction between Cu and metastable liquid Sn-Cu solder.

In order to monitor and control the physical state of the Sn-Cu solder as well as to set the accurate precise reaction temperature, these experiments have been carried out using a 2920 TA Instruments Differential Scanning Calorimetry apparatus.

The initial Cu/Sn-Cu alloy couples were prepared by dipping Cu foils for 1 s into a bath of Sn-0.7wt.%Cu alloy at 250°C as described in previous section (see Chapter 2 for experimental details).

Cu sheet had a thickness of 0.5 mm. It was successively cut, ground and fine polished from one side with a 0.25 µm particle size diamond suspension and ultrasonically cleaned. Afterwards, the Cu coupons were dipped into conventional liquid RMA flux and then into a bath of Sn-Cu liquid alloy at 250°C for 1 s. After the dipping process, the thickness of the Sn-Cu alloy layer over the Cu coupon was about 200 µm. The obtained sandwich structures (Sn-Cu alloy/ Cu substrate / Sn-Cu alloy) were ground from the unpolished side until the Sn-Cu alloy layer was completely removed from this side and then cut in small pieces of approximately 2×2 mm 2 . In the following, this structure is called ″sandwich structure″.

The dipping conditions (flux, temperature, time) were determined in order to obtain good wetting and thus an intimate contact between the solder and the copper substrate. This important point is verified after dipping experiments as well as after the ″reflow″ experiments by scanning electron microscopy (SEM) examination of the copper/solder interface -see section 3-3.

The ″reflow″ experiments consist in heating the ″sandwich structure″ up to 235°C and cooling down at a cooling rate of 3 K•min -1 . Figure 5-6a gives a typical DSC curve observed during a simple reflow process showing that the solidification of the Sn-Cu alloy occurs at about 209°C, i.e. the undercooling is about 18 K (the melting temperature of the alloy being 227°C -see below).

The samples were placed in the DSC and two thermal cycles (regimes) were applied: (i) Regime I for the solid state aging, when the samples were heated up to 222°C and annealed at this temperature for the aging times varying from 1 h to 32 h (see the temperaturetime profile in Figure 5-6b).

(i) Regime II for the liquid state aging (study of the interfacial reaction between Cu and metastable liquid alloy at 222°C). For these experiments, the samples were firstly reflowed by heating up to 235°C in order to melt the Sn-Cu alloy and afterwards cooled down to 222°C (with cooling rate 3 K•min -1 ) in order to achieve the metastable supercooling of the solder. Then samples were maintained at this temperature for different aging times varying from 1 h to 32 h. All details concerning the DSC curves observed during these experiments are given in two typical graphics shown in Figure 5-6c (temperature -time curve) and Figure 5-6d (heat flow -temperature curve). After each experiment, the solidification peak was clearly detected with the same heat release as in the case of a simple reflow process. If the solidification peak was not observed during cooling, the experiment was considered as not valid because, in this case, the solidification has occurred during the isothermal hold at 222°C.

The onset temperature of the heating curve (between points B and C in Figure 5-6d) indicates that the average melting temperature of the Sn-Cu alloy is 227°C ± 1°C which is very close to the melting temperature of the binary Cu-Sn eutectic alloy given in the literature [Saunders_1990]. After the reflow process (from C to D) the sample was cooled down to 222°C (point E) and maintained at this temperature for a time corresponding to the liquid state aging (from E to E´). Afterwards, during the cooling of the sample an exothermic peak is observed at about 210°C (point G). The heat release corresponding to this peak is the same as that obtained during solidification after a classical reflow process. The presence of this peak demonstates that alloy was in a metastable liquid state during aging at 222°C. Note that in all experiments performed in this study by using cycle II, the solidification temperature of Sn-Cu alloy was between 205 and 212°C, i.e; the undecooling is about 15-22 K. These undercooling values are similar to those observed during a simple reflow process (see Chapter 4, section 3-4).

After isothermal holding at 222°C for the desired reaction time, the samples were cooled down to the room temperature. Afterwards, the samples were mounted in the resin, cross-sectioned, polished and ultrasonically cleaned. Thereafter, optical microscope and Leo -S440 scanning-electron microscope (SEM) in backscatter mode at 15 kV were employed to examine the cross-section of the samples.

The average thickness of the intermetallic compounds (IMCs) was calculated by measuring the total area of the IMCs and dividing it by the total length using backscattered electron images and ImageJ analysis software. The interfacial layer is measured every 230 nm (about 4 measurements per micrometer). For each cross-section, 3 images (about 200 µm in length) were taken. In this way, the size distribution and the average value of the reaction layer thickness was obtained from a very large number of measurements.

3-3) Results and discussion 3-3-1) Comparison of the growth kinetics between Cu/metastable liquid alloy and Cu/solid alloy at identical temperature, role of the driving force of Cu 6 Sn 5 formation

Figure 5-7 presents the SEM micrographs of the Cu substrate/Sn-Cu alloy interfaces after the dipping experiments, i.e., after 1 s of contact between liquid alloy at 250°C and Cu substrate (Figure 5-7a) and afte given in Figure 5-6a -maxim cases, the interfacial reaction formation of a scallop-like int formation of IMC between liq the literature (see for example reaction layer is composed of compound on the solder side. 148 after a reflow process (Figure 5-7b) according t imal temperature equal to 235°C. It is clearly on between copper substrate and the solder al interfacial layer about 0.5 µm and 4 µm thick liquid Sn-Cu alloys and Cu substrate has been ple [Tu_2007, Laurila_2005]) and it is well e of the Cu 3 Sn compound on the copper side al DSC curves from thermal aging of Cu/Sn-Cu olid state annealing at 222°C of a pre-reflowed y an isothermal aging at 222°C (temperature crographs of the Cu substrate/solder alloy in fter 1 s of contact between liquid alloy and Cu g to the thermal cycle rly seen that, in both alloy has led to the ick respectively. The een widely studied in l established that the e and of the Cu 6 Sn 5

Cu alloy samples. (a) wed sample. (c and d) re-time (c) and heat y interfaces after the Cu substrate (a) and

Figure 5-8 gives SEM micrographs of the reaction product formed at the Cu/metastable liquid Sn-Cu alloy interface and Cu/solid Sn-Cu alloy interface for the samples aged at 222°C for 1 h, 8 h, 16 h and 32 h by using thermal cycles corresponding to regime I and regime II respectively.

Figure 5-8(a-d) show that whatever the holding time at 222°C for Cu/metastable liquid alloy system, the reaction product at the Cu/Sn-Cu alloy interface consists of two IMCs layers: a scallop-shaped compound η-Cu 6 Sn 5 on the solder side and a thin layer of ε-Cu 3 Sn compound on the Cu side. This observation is in agreement with the experimental results reported in previous studies (see for example [Tu_2007, Laurila_2005]).

Figure 5-8(a-d) show also that whatever the holding time at 222°C for Cu/solid Sn-Cu alloy system, the reaction product consists of two intermetallic layers η-Cu 6 Sn 5 on the solder side and a thin layer of ε-Cu 3 Sn on the Cu side but, contrary to the previous case, the η-Cu 6 Sn 5 layer appears as a uniform planar layer that is comparable to that of the ε-Cu 3 Sn layer.

For each sample, the average thickness e of each layer (e η and e ε for Cu/liquid alloy couple and e′ η and e′ ε for Cu/solid alloy couple) was calculated (see section 3-2).

The initial average thicknesses of the η and ε layers at the beginning of the isothermal aging at 222°C depend on the thermal history of the sample, i.e. regime I or regime II.

In the case of regime I, the initial thicknesses of η and ε layers are considered those obtained after the dipping process (i.e. e ε = 0.10 µm and e η = 0.40 µm -see Figure 5-7a). In the case when the regime II is applied, the initial thicknesses are evaluated by the values of the thicknesses obtained after a reflow process (i.e. e ε = 0.74 µm and e η = 3.53 µm -see Figure 5-7b).

The average values of e for samples used for each holding time are given in Table 5-2. This Table shows that, for the Cu/liquid alloy samples, the average thickness of the ε-Cu 3 Sn layer is much lower than that of the η-Cu 6 Sn 5 layer (e ε << e η ) regardless of the holding time at 222°C and e ε increases from about 1 µm to 4 µm when the holding time increases from 1 to 32 h. It shows also that in the case of Cu/solid Sn-Cu alloy samples the thickness of the ε-Cu 3 Sn layer is close to that of the η-Cu 6 Sn 5 layer (e′ ε ∼ e′ η ) but also close to that of the ε-Cu 3 Sn layer formed at Cu/liquid Sn-Cu alloy interface (e′ ε ∼ e ε ).

In Figure 5-9, the average thickness of each layer (e η and e ε for Cu/liquid Sn-Cu alloy couple and e′ η and e′ ε for Cu/solid Sn-Cu alloy couple) is plotted versus time as well as versus square root and cube root of time. The error bars in this figure give the standard deviation from the average thickness of the interfacial layer calculated according to the procedure presented in section 3-2. The growth kinetics are plotted in two different ways -(i) as dependence of the average phase thickness on the square root of time (Figures 5-9b,c), and alternatively, (ii) as dependence on the cube root of time (Figure 5-9d). These plots show that the power law of the η-phase growth kinetics is in the range between 1/2 and 1/3. The variation of the thickness of reaction layers are thus given by the following equations:

( ) 2 2 2 i 0,i i e e k t = + for layer i (i = η or ε) in regimes I or II (5-24a) ( ) 3 3 3 * η 0,η η e e k t = +
only for η layer in regime II (5-24b) where e 0 and e are the average thicknesses of a given layer i (i = ε or η) just at the beginning of isothermal holding at 222°C (t = 0) and after a certain reaction time t respectively. k and k* are the growth kinetic constants of layer i depending on the operation mechanisms for the layer growth.

From Figure 5-9, the growth kinetic constants for η-Cu 6 Sn 5 and ε-Cu 3 Sn layers are: a) For the Cu/liquid alloy couple: k η = 0.302±0.009 µm•min -1/2 (adj. R 2 = 99.6%), k ε = 0.0783±0.0079 (adj. R 2 = 93.1%) µm•min -1/2 and k * η = 1.371±0.071 µm•min -1/3 (adj. R 2 = 97.7%) These values are in agre Cu/liquid Sn-3.5wt.%Ag allo 225°C as well as with those reported by Gagliano et al [G between 250 and 325°C. 
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crographs of a Cu/Sn-Cu alloy after a reflow isothermal aging for 16 h at 222°C (called s ter one reflow (c) and after one reflow followe 222°C (c).

ct between the liquid ajor disruption of the g a scallop-structure. id tin which quickly lar grooves. Indeed a le* (Figure 5-13b) by beam, shows that the 4). The fact that this uggests that the grain g the reflow of the leads to a significant of the ε-Cu 3 Sn layer fter different thermal ng the thickness of εts that the Wagner's hat of ε-Cu 3 Sn phase: d the variation of the ndeed, as it is clearly phase 2 regress as it te of the solder phase the ratio of diffusion w (a), after a reflow d sample*) (b). SEM wed by a liquid state Two SEM secondary electron images (performed with a focused Ga ions beam) of the Cu/Sn interface of the sample* (see showing the formation of a granular Cu 3 Sn layer (average grain size around 1 µm) and a part of Cu 6 Sn 5 layer with a grain size of about 5-10 µm.

Thermal It is very interesting to note that most of the tips of V-grooves detected by SEM characterization are located at a distance (h) of about 3-5 µm from the ε-Cu 3 Sn layer and this distance remains practically constant regardless the reaction time (see . Note also that scallop size increases in both parallel and perpendicular directions to the Cu/alloy interface which is in agreement with numerous studies reported in literature. In our case diffusion through the Cu/Cu 3 Sn interface is not a growth rate controlling process [Gusak_2002].

In order to evaluate the time evolution of the average scallop size we use a simplified model based on the model proposed by [Gusak_2002] (FDR model) and modified by [Liashenko_2014]. We will describe the growth kinetics of Cu 6 Sn 5 layer between Cu and the Sn-Cu liquid alloy by assuming that it is controlled by the diffusion of copper through nanometric liquid channels formed between Cu 6 Sn 5 scallops (according to Refs. [Gusak_2002, Chen_1999, Suh_2008]) and then we will deduce the minimal thickness of the liquid channels. Note however that not necessarily all the grain boundaries of η-Cu 6 Sn 5 layer are penetrated in the same way. Moreover, the triple lines can be penetrated much more than the grain boundaries as it was recently demonstrated by Dolgopolov et al [Dolgopolov_2007] who investigated aluminium grain boundary wetting by liquid tin. They showed that the penetration depth of liquid tin along the triple junctions is much higher than along the grain boundaries of aluminum.

In the following, we propose two scenarios concerning the geometrical configuration of the liquid channels as schematically shown in Figure 56789101112131415(a) All the grain boundaries of η-Cu 6 Sn 5 layer are penetrated in the same way . As a first approximation, we assume that liquid channels with average width δ exist between the mono-sized hemispherical scallops (with radius R) of growing η-Cu 6 Sn 5 phase and that all scallops have the same size a = R = H (see . The nanometric channels that link the tips of the grooves with the thin granular ε-Cu 3 Sn layer have an average length h. The initial area of Cu/so channels for the supply of Cu S chan-a in case (a) and S chan-b in c

We assume that in both channels from the tip of the c the liquid/ε metastable equilib concentration is very close to Indeed, the steady state conditi ∆c Thus, ∆ ∆ The inequality (5-29) is channels. ∆c chan /h and ∆c bulk / channels and from the top of th Thus, the condition (5-29 c(z = 0) = c(z = h)c lε clearly i ds to the condition:

(5-28) true for nanometric ts through the liquid z ∼ e) respectively. ) <<∆c chan = c(z = h)gy of η-Cu 6 Sn 5 phase atic presentation of sized hemispherical atic presentation of triple line junctions the ε-phase layer (J ε ), he channels (ε/liquid η layer are given by Note that from experiment we know that during soldering ε-phase grows slowly thus let us use a steady-state approximation for the ε-phase that, in this case, can be given by:

ε ε tot ε ε ε ∆ D c J S e V = % ( 
η chan J J ≈
(5-33) From Eqs. , and , one obtains: (5-36)

In the following, we will evaluate the S chan /S tot ratio in cases (a) and (b) and deduce the corresponding η-Cu 6 Sn 5 layer growth law.

a) All the grain boundaries of η-Cu 6 Sn 5 layer are penetrated in the same way (Figure 5-15b)

Given the fact that the interface between the scallops and Cu is occupied completely by scallops except the thin channels, we have: NπR 2 ≈ S tot = constant, where N is the number of scallops and S tot the initial area of Cu/solder alloy interface. The total cross-sectional area of channels in this case is then:

chan-a tot tot η 2 2π 2 3 S RN S S R e δ δ δ = = = (5-37)
where δ is the channel width and e η the average thickness of the η layer. The ratio R/e η ≈ 3/2 is evaluated by considering that the total volume of the η layer V η = S tot e η can also be approximated by

V η ≈ N2πR 3 /3 ≈ 2S tot R/3.
Note that the number of the liquid channels per unit area of reaction interface (proportional to S chan /S tot = δ/R) is higher for a scallop-form η-phase compared to a semispherical-form η-phase. The error on δ/R value can be estimated to be given by the a/H ratio (about 20-30%) where a and H are the average values of base radius and height of a ηscallop respectively (a = H = R in the case of a semispherical-form).

Eqs. and e 0,η corresponds to the average thickness of the η layer at t = 0. 2 η k is the growth constant of the η-phase in m 2 •s -1 that can be determined experimentally. From Eq. (5-39) we obtain: From Figure 5-15c, it is easy to evaluate the total number of the triple junctions penetrated by the liquid alloy N TJ ≈ 2N. The total cross-sectional area of channels in this case is then: (5-44)

Note that, as in the previous case, for a given liquid Sn-based alloy, Eq. clearly indicates that the ratio r 2 /h depends only on temperature, r 2 /h = f 2 (T).

3-3-3) Application

We will use Eqs. and The difference of copper concentrations in the liquid alloy in equilibrium with ε-Cu 3 Sn and that with η-Cu 6 Sn 5 phase (c lεc lη ) is obtained from thermodynamic data [Dinsdale_1991, Song_2004, Hodaj_2013] (detailed calculations are given in Appendix 2). All experimental and calculated data are summarized in which also gives the calculated values of the diffusion coefficient of copper in liquid tin [Ma_1960].

From Eqs. and and experimental and calculated data reported in δ/h 1.30×10 -4 1.35×10 -4 r 2 /h (m)

1.87×10 -9 0.64×10 -9 Table 5-4

. Calculated and experimental values of different thermodynamic and kinetic parameters (see text).

By assuming that the length of the liquid channels (h) in both cases (a) and (b) is about 5 µm, one can estimate the average width (δ) of channels in case (a) and the average radius (r) of cylindrical channels in case ( 2):

-at T = 222°C: δ ≈ 0.7 nm, r ≈ 100 nm -at T = 250°C: δ ≈ 0.8 nm, r ≈ 60 nm Note that the values of the average width δ of the liquid channels in case (a), about 1 nm, are not far from the estimate of Jong-ook Suh et al in [Suh_2008] for tin-lead solder (about 2.5 nm). Note however that the calculated value of δ is underestimated because the nanometric liquid channels are not necessary formed between all Cu 6 Sn 5 scallops as it is assumed in our model, i.e. the real surface of liquid channels S chan is lower than that assumed in the model.

Note finally that the estimated values of the average radius (r) of cylindrical channels in case (b) (some tens of nanometers) are sufficiently high to be detected by the Transmission Electron Microscopy (TEM), the major difficulty being to obtain the lamella in such a way that it contains the triple line junction formed by the boundaries of η-Cu 6 Sn 5 scallops.

3-4) Conclusions

In this work, interfacial reactions between Cu substrate and metastable liquid Sn-0.7wt.%Cu alloy at 222°C are studied for the first time. The reaction times were as long as 32 hours. This is achieved by performing specific DSC experiments in order to monitor and control the physical state of the alloy as well as to set the accurate reaction temperature.

Similar experiments were performed to study the reaction kinetics between Cu substrate and solid Sn-0.7wt.%Cu alloy at 222°C in order to compare the growth kinetics of the reaction product with that obtained for the solid Cu/metastable liquid Sn-0.7wt.%Cu alloy couple at rigorously the same temperature.

It is shown that a change in the state of the solder phase from solid to liquid leads to large differences in the growth kinetics as well as in the morphology of the η-Cu 6 Sn 5 reaction layer, despite the fact that experiments are performed at the same temperature.

Thermodynamic calculations show that the driving force of the reaction cannot be at the origin of these significant changes and thus, our experiments provide unambiguous proof of the influence of the structural state of solder on the reaction rate.

A theoretical analysis of the growth kinetics of η-Cu 6 Sn 5 phase at Cu substrate/liquid Sn-Cu alloy is performed by using a simplified and modified model based on existed models, in particular the FDR model. The large difference in the growth kinetics of the η-Cu 6 Sn 5 phase between the two couples (Cu/solid and Cu/metastable liquid alloy) can be explained if the growth occurs by the liquid state diffusion via the liquid channels of nanometric width formed between grain boundaries of η-Cu 6 Sn 5 phase and/or by cylindrical channels of radius of some tens of nanometers formed at the triple line junctions by η-Cu 6 Sn 5 scallops.

4) Theoretical prediction of the liquid channel width in Cu/liquid solder reactions

Formation of the scallop-like η-phase Cu 6 Sn 5 during reaction of copper substrate with liquid tin-based solder (with a little higher than eutectic one) proceeds much (by several orders of magnitude) faster than the same phase growth in reaction with solid solder under temperature just a little lower than eutectic one. It cannot be related to the temperature dependence of diffusion in intermetallic compound. Instead, it is related to the easy-diffusion paths emerging between neighboring scallops, which let copper intensively diffuse into the melt and there to react with tin at the scallop/liquid interfaces. To the best of our knowledge, there are 3 ways of interpreting the easy-diffusion paths in the mentioned system:

1. According to [Tu_2007,Tu_2011,Gusak_2002, Suh_2008, Liashenko_2014], paths are just liquid channels formed due to full wetting of inter-scallop boundaries by liquid solder, so that grain-boundary tension between two neighboring grains of compound is larger than two interface tensions between scallop and liquid solder:

ηη η/l 2 γ γ > .
( In this case the liquid channels are formed towards the very bottom of scallopstowards the copper substrate (at first) and later towards the layer of ε -phase Cu 3 Sn.

2. According to [Görlich_2005], wetting of grain-boundaries by the liquid solder is not full: ηη η/l 2 γ γ < . In this case the easy paths are the grooved grain boundaries between scallops.

3. There is also a compromise possibility [Suh_2008]: scallops growing at the base of the same copper grain, have close orientations, so that grain boundaries between them have low tension, condition ( 2) is satisfied; on the other hand the scallops growing at different (neighboring) grains, have large misorientations, grain-boundaries between them have high tension, they are wetted by liquid solder, condition (1) is satisfied.

Cases (1) and ( 3) mean the existence of the liquid channels. As shown in [Gusak_2002], the growth and coarsening kinetics of soldering reaction is determined, first of all, by the width of these channels. To measure this width (may be, a few nanometers) directly, in situ, under condition of molten solder, seems to be not possible. After freezing the morphology changes (no full wetting anymore).

Thus, it is of major importance to make some reasonable theoretical predictions for the width of channels. Obviously, it cannot be too big, since there is a driving force of reaction which will lead to filling the existing gap by the η-phase growing grains. On the other hand, it cannot be zero because then two compound/liquid interfaces will convert into one grainboundary between two solid grains, then the energy will increase due to condition .

Let us consider the channel of some width δ dividing the two parallel walls of ηcompound grains, based on the substrate of ε-phase (see . In this configuration the bottom of the channel presents the contact of liquid tin-based solution and ε-phase, so that in usual free contact one might expect emergence of η-phase. Yet, in our case it should mean simultaneously the change of surface energy. It means that we actually have the nucleation problem -competition of bulk and surface terms. The only peculiarity is that the nucleus now is the island of η-phase containing grain-boundary instead of two preexisting η-phase/liquid interfaces.

Nucleation can be "homogeneous" ("kissing" of grains somewhere at arbitrary point contact of two walls -disk of η-phase) and "heterogeneous" -emerging of η-phase island (semi-cylindrical or rectangular "sheet" of η-phase) at the base of ε-phase bottom. The second possibility seems to be more probable due to presence of copper necessary to form "sheet" of η -phase from the tin-based liquid.

For simplicity consider channel. Semi-disc consists of the "continuations" of the tw related ratio δ 1 / δ 2 does not infl (a) ree energy due to formation of semi-disc is equ

( ) ( ) ε+solder η 2 η/η η/liquid η/ε ε/liquid 1 1 π 2 π 2 2 π 2 g R R R δ γ γ δ γ γ δ → ∆   = - ⋅ ⋅ + - ⋅   Ω  
⋅ + -⋅ ⋅ bulk" one. The second term corresponds to one grain-boundary. The third term corresp term, corresponds to change of bottom rectang silon. problems, let us unite terms with squared rad to change from two esponds to the side angular side interface adius and with linear further filling of the ll proceed becoming ned critical value. hannels.

) ε+solder η 2 η/η η/liquid η/liquid η/ε ε/liquid 1 , 2 π 2 π 2 g R R R δ γ γ δ γ γ γ δ → ∆   = - - ⋅   Ω     + - ⋅ ⋅     t the

5) Conclusions

The main contributions of this study in the traditional problem of phase growth kinetics in Cu-Sn interaction can be formulated as follows:

(i)

The growth kinetic of η-Cu 6 Sn 5 formed at bulk Cu 3 Sn/liquid Sn interface was studied by direct interaction between specially prepared ε-Cu 3 Sn specimens and liquid tin saturated with copper at 250°C. Direct comparison of Cu 6 Sn 5 growth kinetics in standard Cu/liquid Sn and in incremental Cu 3 Sn/liquid Sn couple gave us a link with the mechanism of the η-Cu 6 Sn 5 phase growth at solid Cu/liquid Sn interface. The obtained results are also consistent with the FDR model.

(ii) Interfacial reactions between Cu substrate and metastable liquid Sn-0.7wt.%Cu alloy at 222°C are studied for the first time for reaction times as long as 32 hours. This is achieved by performing specific DSC experiments in order to monitor and control the physical state of the alloy as well as to set the accurate reaction temperature. Direct comparison (for the first time) of Cu/liquid solder and Cu/solid solder reaction kinetics and morphology at the same temperature lead to the conclusion that the large difference in the growth kinetics between the two couples can be explained if the growth occurs by the liquid state diffusion via the liquid channels of nanometric width formed between grain boundaries of η-Cu 6 Sn 5 phase and/or by cylindrical channels of radius of some tens of nanometers formed at the triple line junctions by η-Cu 6 Sn 5 scallops.

A theoretical evaluation (for the first time) of the liquid channel width is performed for the first time. Evaluation is consistent with FDR model.

General conclusions

In order to keep the trend of complexity growth of the integrated-circuit technology some new approaches should emerge. One of them is the transition from two-dimensional paradigm to three-dimensional one in packaging of the integrated circuits. One of the principal limitations in the packaging is the ability to join different parts of the integrated circuit. The main process used for this is soldering, meaning the joining of metallic parts by use of a filler metallic alloy or pure metal (solder alloy) placed between the parts to be joined. A good adhesion should be attained not only between the liquid alloy and the solid parts but also between the solidified alloy and the solid parts after cooling at room temperature. There are numerous phenomena that intervene in the soldering process such as: wetting of the solid parts by the liquid alloy and solid/liquid interfacial interactions (dissolution, diffusion, nucleation and growth of interfacial products) when the solder is in the liquid state (reflow process) as well as undercooling, nucleation and solidification of the bulk solder alloy during cooling of the whole system to room temperature.

Thus, the fundamental study of such phenomena in the most used solid Cu/liquid Sn system in joining technologies in electronic industry becomes crucial nowadays especially with the significant decrease of the size of a solder bump in the micrometer scale.

The main scope of this thesis was to answer some of the fundamental questions in relation with the phenomena of wetting, nucleation and growth of intermetallic phases at reactive interface that intervene in the soldering process very often used in electronic packaging and assembly.

The main conclusions of this study on (i) wetting, (ii) nucleation and (iii) growth kinetics in soldering process can be summarized as following: (i) Wetting of Cu, Ag and their intermetallics with Sn

The wettability of the metallic substrates such as Cu, Ag and their main intermetallics with Sn (Cu 3 Sn, Cu 6 Sn 5 and Ag 3 Sn) by liquid Sn, Sn-Cu solders and Pb was studied by implementing the dispensed drop technique in the high-vacuum furnace and using of a rapid camera for recording the spreading process.

Preliminary wetting experiments of liquid Sn on Cu substrate followed by a CDD camera allow to study the influence of the annealing of the Cu substrate under high vacuum at 800°C on its wetting behavior. For wetting experiments performed at 250-400°C, the annealing has practically no influence on the first and final measured contact angles. On the contrary, for temperatures 500-600°C, it leads to a significant increase in the spreading kinetics.

In order to distinguish the non-reactive spreading of liquid Sn-Cu alloys on the non reacted Cu substrate and a possible reactive spreading with formation of intermetallics, some wetting experiments were followed by the high speed camera. It allowed us to reveal that, in temperature range 300-600°C, the first stage of wetting of Cu substrate by liquid Sn or Sn-Cu liquid alloy is very rapid (in less than 10 ms), the spreading rate being about 0.25 m•s -1 . During this stage, corresponding to a non reactive spreading process, the spreading kinetics of Sn or Sn-Cu alloy droplet is practically temperature independent and similar to that of the non-reactive liquid Pb over Cu substrate at 400°C. It allows us to conclude that the equilibrium contact angle of liquid Sn on a non-reacted and clean surface is lower than 30°.

Wetting experiments of Cu 3 Sn and Cu 6 Sn 5 intermetallics, performed for the first time, leads to a better understanding of reactive wetting in Cu/liquid Sn system. It was found that the non-reactive contact angles of liquid Sn on a Cu 3 Sn surface, attained in less than 10 ms, decrease from 23 to 10° when the experimental temperature increases from 300 to 500°C, which should be mainly due to the oxidation extent of the substrate surface. During wetting experiments of bulk and scalloped Cu 6 Sn 5 compound at 390°C, low contact angle of about 20° is attained in less than 10 ms. These results allow to conclude that the non-reactive equilibrium contact angles of liquid Sn on Cu 3 Sn and Cu 6 Sn 5 could be lower than that on Cu. Moreover, a rapid infiltration of liquid Sn into the Cu 6 Sn 5 bulk substrate proceeding through the wetted grain-boundaries and/or its open porosities is in agreement with the very good wetting of this compound by liquid Sn.

From experimental results of wetting of Cu and Cu 6 Sn 5 substrates it can be concluded that wetting of Cu proceeds in two stages: (i) a rapid non-reactive stage during which the contact angle decreases down to 30° in less than 10 ms and (ii) a slow reactive stage during which the contact angle decreases from 30 to 23° in about 3 s at 400°C.

Results of wetting experiments of Ag and Ag 3 Sn substrates by liquid Sn allow us to propose a mechanism of the spreading kinetics in two stages: (a) a very rapid non reactive wetting, the contact angle decreasing down to the equilibrium contact angle on the non reacted Ag substrate (θ Ag ≈ 20°) in less than 10 ms (spreading rate higher than 0.1 m/s) and (b) a slow reactive wetting stage (spreading rate lower than 10 -3 m/s) from θ Ag to the equilibrium contact angle of liquid Sn on the reaction product layer, i.e., on Ag 3 Sn (θ Ag3Sn ≈ 10°).

(ii) Nucleation (a) at Cu/liquid Sn reactive interfaces and (b) inside the solder bulk a) Nucleation at Cu/liquid Sn reactive interfaces

By implementing a fast dipping experimental set-up (made in our laboratory), SEM-FEG and TEM techniques, we succeed to study for the first time the sequence of formation of intermetallic compounds at the interface between Cu and liquid Sn-Cu alloy at the very beginning of reaction (from 1 ms to 1 s ) at 250°C. For very short periods of time (1 to 40 ms), two intermetallic layers are formed at the interface: a thin and homogenous layer (40-100 nm thick) and a scalloped layer (50-500 nm thick). Both layers correspond perfectly to the basic η*-Cu 6 Sn 5 structure. No ε-Cu 3 Sn phase crystallites are detected for such short reaction times. For reaction time about 1 s two reaction layers are detected at the interface: a thin layer of ε-Cu 3 Sn phase (≈ 100 nm thick) and a scalloped layer of Cu 6 Sn 5 phase (height up to 500 nm). These experiments give, for the first time, the answer on one of the most opened and interesting question in soldering: the first phase that appears at Cu/Sn interface is the Cu 6 Sn 5 phase and Cu 3 Sn phase does not appear at the interface as long as the thickness of the Cu 6 Sn 5 phase is at least lower than about 500 nm.

In the same field of interest, we have developed a theoretical approach on the suppression criteria of the second phase formation (ε-Cu 3 Sn) at the reactive Cu/Sn interface by assuming that Cu 6 Sn 5 is the first phase that grows at the interface in form of a continuous layer. This model leads to the critical thickness of the first Cu 6 Sn 5 layer under which, the nucleation and growth of the second phase (Cu 3 Sn) is forbidden. The evaluated critical thickness of Cu 6 Sn 5 layer given by this model is in agreement with the experimental results obtained in this study. Moreover, a theoretical modeling of even earlier stages of the isolated nucleus of ε-Cu 3 Sn phase nucleation is developed where the possibility of kinetic suppression of the lateral growth was discussed for the first time. The criterion of the lateral growth suppression was applied for Cu-Sn system on the basis of the available data of diffusivity in this system.

(b) Nucleation inside the solder bulk Crystallization of eutectic Sn-Cu alloy was studied by performing specific DSC experiments in two different configurations: solder over Cu 6 Sn 5 phase and solder without any interfaces in order to study the heterogeneous nucleation of solid Sn during cooling of this alloy. By applying thermal cycles of complete melting and partial melting of the solder, different categories of the undercooling degrees are obtained. In particular, low undercooling degrees (1-7 K) are detected for the first time in the case of partial melting. A theoretical approach on heterogeneous nucleation in this last case shows that the sites of the favorable nucleation are, most probably, cavities with curvature radii larger than about ten nanometers or/and steps (grooves) on the surface of the solid particle with opening angle larger than about 120-130°. This study allows to conclude about the heterogeneous nucleation sites of solid Sn:

(i) In the case of complete melting of the solder (reflow process), the Cu 6 Sn 5 particles are completely dissolved in the liquid bulk and nucleation is related only to solid impurities in the solder bulk (or to Cu 6 Sn 5 layer formed at Cu/liquid interface in the case of solder joints). (ii) In the case of partial melting, there are still some remaining Cu 6 Sn 5 nanoparticles in the melt providing the heterogeneous nucleation sites for Sn.

(iii) Growth kinetics of reaction layers at Cu/liquid Sn interface

The growth mechanisms of the η-Cu 6 Sn 5 phase formed by reaction between Cu and liquid Sn, for which still a lot of controversy exists in literature, were studied experimentally and theoretically.

-The growth kinetic of η-Cu 6 Sn 5 formed at bulk Cu 3 Sn/liquid Sn interface was studied by direct interaction between specially prepared ε-Cu 3 Sn specimens and liquid tin saturated with copper at 250°C. Direct comparison of Cu 6 Sn 5 growth kinetics in standard Cu/liquid Sn and in incremental Cu 3 Sn/liquid Sn couple gave a link with the operating mechanism of the η-Cu 6 Sn 5 phase growth at solid Cu/liquid Sn interface. The obtained results are also consistent with the FDR model.

-In order to eliminate the differences in the driving force of diffusion between Cu/solid couples and Cu/liquid couples we performed, for the first time, specific experiments of interfacial reactions between Cu substrate and metastable liquid Sn-0.7wt.%Cu alloy at 222°C for reaction times as long as 32 hours. This is achieved by performing specific DSC experiments in order to monitor and control the physical state of the alloy as well as to set the accurate reaction temperature. Direct comparison of Cu/liquid solder and Cu/solid solder reaction kinetics and morphology at the same temperature leads to the conclusion that the large difference in the growth kinetics between the two couples can be explained if the growth occurs by the liquid state diffusion via the liquid channels of nanometric width formed between grain boundaries of η-Cu 6 Sn 5 phase and/or by cylindrical channels of radius of some tens of nanometers formed at the triple line junctions by η-Cu 6 Sn 5 scallops. A theoretical evaluation (for the first time) of the liquid channel width is performed for the first time. Evaluation is consistent with FDR model.

Future fundamental research on the wetting of Cu and Cu-Sn intermetallics by liquid solder alloys and on the initial stages of reaction at Cu/liquid solder interface can be for example:

-In situ high temperature x-ray diffraction of reactive products formed during reactive wetting experiments performed by the dispensed drop technique, as a function of time (and temperature) associated with the wetting kinetics. The problem of surface oxidation should be resolved by using in situ cleaning of the substrate surface in a specific chamber that communicates with the wetting experimental chamber.

-In situ high temperature x-ray diffraction characterization of reactive phases formed at Cu/liquid solder interface during rapid dipping experiments.

-TEM experiments for detecting liquid channels in the η-phase.

-Determine the role of different alloying elements in liquid Sn and/or in solid Cu on the morphology and growth kinetic of reaction product. Reference states are FCC_A1 (Cu) and BCT_A5 (Sn) at 295.15K. We take the relations for Gibbs potentials of the stoichiometric phases as [2]: [1]: Dinsdale, A. (1991). SGTE data for pure elements. Calphad, 15(4), 317-425.

[2]: Shim, J. H., Oh, C. S., [START_REF] Shim | Thermodynamic assessment of the Cu-Sn system[END_REF]. Thermodynamic assessment of the Cu-Sn system. Zeitschrift für Metallkunde, 87(3), 205-212. There is still some doub between grains of the compou has liquid channels between s layer. In the case of partial we [3], namely full wetting betwe partial wetting between scallo misorientation.

Here we consider possib oubt on whether or not full wetting of grain ound by liquid tin. In the case of full wetting ( n scallops going all the way to the substrate or wetting [2], a compromise was suggested by J ween scallops growing at the base of neighbour llops based on the same Cu grain and theref sible nucleation of solid tin at the triple joint w nergy, which should be optimized, is given by 
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or θ > π/2α). When becomes negative, becomes monotonic less parameter Ω 1/3 /ρ k e e t = + ), then the ratio between the kinetic growth constants k i of these layers can be calculated. All calculations details are given in Ref. [1] where it is assumed that the so-called Wagner integrated diffusivities (products D i ∆c i of average interdiffusion coefficient D i and of concentration range ∆c i ) remains constant during reaction. The ratio between the growth kinetic constants for η (k η ) and ε layers (k ε ), r = k η /k ε , is then given by [1]:
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where
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c η = 6/11 and c ε = 3/4 are the mole fractions of copper in the η-Cu 6 Sn 5 and ε-Cu 3 Sn phases respectively. With the values of c η and c ε given above, Eq. (A4-1) becomes:
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In order to evaluate the variation in the copper flux through the η-Cu 6 Sn 5 and ε-Cu 3 Sn phase layers with the driving force of copper diffusion, the diffusion flux of copper in the compound i, J i (i = η-Cu 6 Sn 5 or ε-Cu 3 Sn) is most conveniently expressed in terms of the chemical potential gradient µ i [2]:

* i i i i i i i m m m i i i D D A - - - R c J V z TV z V z µ µ ∂ ∂ ∂ = = = ∂ ∂ ∂ (A4-5)
where m i V is the molar volume of phase i (m 3 per mol of atoms), * i D is the self-diffusion coefficient of copper in the considered phase, A i = D* i /RT is a constant at fixed temperature and c i is the molar fraction of copper in the phase i (it is nearly constant across the layer because of the narrow range of homogeneity).

Assuming a steady state profile for the copper chemical potential across the η-Cu 6 Sn 5 and ε-Cu 3 Sn phase layer, in first approximation, it can be deduced from Eq. (A4-5) that:

i i i i D ∆ A ∆µ c ≈ (A4-6
) where ∆c i and ∆µ i are the variations of the molar fraction and chemical potential of copper through the phase i respectively.

From Eqs. (A4-2) and (A4-6), the expression of β becomes:

η η η ε ε A ∆µ β= B∆µ A ∆µ = (A4-7)
where B = A η /(A ε ∆µ ε ) is practically constant. Indeed, as it is shown in Figure 5-10c, for a given temperature, the variation of the chemical potential of Cu through the ε-Cu 3 Sn layer in the Cu/ε-Cu 3 Sn/η-Cu 6 Sn 5 /Sn system (∆µ ε ) remains constant whatever the state of Sn (liquid or solid).

From Eq. (A4-4) we can evaluate the variation of parameter β with the ratio r = k η /k ε when the Cu/metastable liquid alloy couple is replaced by the Cu/solid alloy couple. Let note r = r liq = k η /k ε and r´ = r sol = k´η/k´ε the values of r corresponding to the Cu/metastable liquid

1) Introduction générale

Il est difficile d'imaginer une sphère de la vie qui n'a pas été influencée ou au moins légèrement touchée par la microélectronique. Etant l'une des perles du progrès scientifique depuis le siècle dernier, sa capacité en tant que science ouvre des frontières pour les nouvelles technologies et stimule la recherche globale. Dans une période qui a duré plusieurs décennies, mais qui est relativement court à l'âge de notre civilisation, la microélectronique est devenue une révélation qui a rendu notre vie quotidienne plus confortable et efficace.

Le niveau de développement de la microélectronique nous amène à la loi Moore. Cette loi a prouvé sa vérité dans la dernière moitié du 20 e siècle: le nombre de composants dans les circuits intégrés a doublé tous les deux ans. La science dans le monde et dans l'industrie a réussi à augmenter le nombre de transistors par puce d'un facteur 5×10 5 avec une diminution de la taille d'une puce d'un facteur 700 (14 nm actuellement). La tendance à la miniaturisation est toujours actuelle, mais évidemment sa limite se situe quelque part dans l'échelle atomique. Cette limitation naturelle devrait être contournée par un progrès technologique dans le but de maintenir la tendance définie par la loi de Moore. Tandis que le coût d'un transistor a diminué de façon significative au cours des dernières décennies, le prix général de l'ensemble du processus de fabrication augmente de façon exponentielle. Cette seconde loi (appelée loi de Rock ou la deuxième loi de Moore) ne pourrait pas limiter le développement scientifique générale, mais elle peut retarder l'application des approches existantes pour remplir les conditions de la loi de Moore.

Par conséquent, des nouvelles approches devraient émerger pour maintenir la tendance de croissance de la complexité de la technologie des circuits intégrés. La transition de paradigme de deux dimensions à trois dimensions dans un assemblage des circuits intégrés est l'une des ces approches, qui devrait fournir quelques nouvelles générations de circuits intégrés. L'une des limitations principales de l'assemblage (packaging) est la capacité à assemble les différentes parties du circuit intégré. Le processus utilisé pour réaliser ces opérations est le brassage. Il signifie l'assemblage de pièces métalliques à l'aide d'un alliage métallique placé entre les pièces à assembler. Le système est chauffé à température supérieure au point de fusion de l'alliage d'apport et inférieure aux points de fusion des deux pièces à assembler. Une bonne adhérence doit être atteinte non seulement entre l'alliage liquide et les éléments solides, mais aussi entre l'alliage solidifié et les parties solides après refroidissement à la température ambiante.

Il existe de nombreux phénomènes qui interviennent dans le processus de brassage, tels que: le mouillage des parties solides par l'alliage liquide et les interactions interfaciales solide/liquide (dissolution, diffusion, germination et croissance des produits interfaciaux) quand la brasure est à l'état liquide (par le processus de refusion -reflow en anglais), ainsi que la surfusion, la germination et la solidification de l'alliage pendant le refroidissement du système à la température ambiante.

Le brasage est la technique le plus utilisée dans l'industrie microélectronique pour assembler l'UBM (Under Bump Metallization en anglais), à savoir les films minces de Cu sur les circuits imprimés, etc. Le système Cu-Sn est le plus utilisé dans la technologie de brassage en électronique et les brasures à base de Sn, souvent utilisées sous la forme d'une bille de brasure, sont utilisées dans presque toutes les techniques d'assemblage. La taille des billes de brasure modernes utilisées dans la technologie d'assemblage est inférieure à 100 µm et diminue avec la tendance à la miniaturisation.

La taille des billes de brasage utilisées au cours de ce processus détermine la capacité à miniaturiser l'assemblage des puces. Les diverses difficultés technologiques apparaissent avec cette miniaturisation. L'une d'entre elles est l'anisotropie des propriétés du joint en raison du développement de très petit nombre de grains formés à l'interface entre le substrat métallique et la brasure ou dans de brasure. Il devient alors indispensable de contrôler les interactions interfaciales entre la brasure et le substrat, mais aussi la microstructure des substrats et de la brasure métallique avant et après la brasure, pour limiter les problèmes de fiabilité pendant le fonctionnement du dispositif en service.

Lorsque la taille d'une bille de brasure diminue de manière significative (par exemple vers quelques micromètres), les interactions interfaciales devraient être contrôlées à l'échelle nanométrique afin de contrôler la microstructure interfaciale. De plus, pendant le refroidissement du système jusqu'à la température ambiante, de très hauts degrés de surfusion peuvent être atteints dans ces systèmes micrométriques. Cet effet conduit à l'apparition d'équilibre métastable et/ou de phases métastables qui peuvent profondément influencer la microstructure et les propriétés mécaniques du joint. Ainsi, l'étude fondamentale de ces phénomènes dans le système Cu solide/Sn liquide, le plus utilisé dans les technologies d'assemblage en électronique, devient essentielle actuellement.

Les défis scientifiques en micro-et nano-électronique concernant le processus de brassage en électronique (soldering en anglais) définissent le cadre de cette thèse. Notre but est de répondre à certaines des questions scientifiques clés dans le domaine de brassage, qui sont importantes pour la résolution des problèmes qui apparaissent avec la miniaturisation des circuits intégrés. Tout d'abord, dans la section 2 nous décrivons la problématique de la technologie de brassage moderne. Cette section comprend une étude bibliographique de la technologie de brasage, de la fiabilité, de la mouillabilité de substrats métalliques par des brasures liquides et de la réaction entre eux (dissolution, germination au niveau des interfaces et cinétique de croissance des couches interfaciales), ainsi que le phénomène de germination dans la brasure elle-même qui intervient au cours du refroidissement.

La section 3 résume les méthodes expérimentales et les matériaux utilisés dans cette étude. En particulier, elle donne une description détaillée de l'élaboration des phases intermétalliques utilisées pour les expériences de mouillage ainsi que la description d'un équipement spécifique utilisé pour l'étude de l'étape initiale de l'interaction entre la brasure liquide et le substrat Cu.

Comme notre but est d'étudier les premières étapes de l'interaction entre les substrats métalliques et les alliages liquides (tels que la germination et la croissance), la connaissance des paramètres de base de ce processus est cruciale. L'angle de contact des brasures liquides sur le substrat en cuivre, qui en principe permet d'évaluer les énergies interfaciales, est l'un de ces paramètres. A cet effet, dans la section 4, on étudie en particulier la mouillabilité du Cu par les brasures liquides à base de Sn. Dans des systèmes réactifs Cu/ alliage base Sn liquide (souvent des alliages Sn-Ag-Cu appelés SAC), deux couches d'intermétalliques sont formés à l'interface, Cu 3 Sn côté Cu et Cu 6 Sn 5 côté brasure. De plus, pour l'étude du mouillage réactif, mais aussi pour les phénomènes de germination au niveau des interfaces réactives, il est très utile de connaître les propriétés de mouillage de ces intermétalliques. En outre, comme au cours du refroidissement de brasures Sn-Ag-Cu, la phase Ag 3 Sn peut germer la première à l'intérieur de la brasure, les propriétés de mouillage de cette phase par la brasure liquide sont très utiles pour l'étude de la germination dans les brasures liquides surfondues. Pour ces raisons, dans la section 4, nous avons étudié aussi le mouillage de Cu 3 Sn, Cu 6 Sn 5 et Ag 3 Sn intermétalliques par Sn liquide.

Dans la section 5, la question de la germination à l'interface Cu solide/ alliage liquide pendant le processus de brassage ainsi que celle de germination à l'intérieur de la brasure pendant le refroidissement du système à température ambiante sont traitées à la fois expérimentalement et théoriquement: -Afin de répondre à la question importante de la séquence de formation des phases à l'interface réactive Cu/Sn liquide nous avons réalisé des expériences spécifiques d'immersion très rapide de Cu dans Sn liquide (temps de réaction de 1 ms à 1 s). En outre, nous avons développé une approche théorique sur les critères de suppression de formation de la deuxième phase (Cu 3 Sn dans ce cas) à l'interface Cu 6 Sn 5 /Sn du système Cu/Cu 6 Sn 5 /Sn. -La germination de Sn dans le alliage Sn-Cu liquide surfondu est étudiée par calorimétrie différentielle à balayage (DSC) en utilisant des cycles thermiques avec fusion totale ou fusion partielle de la brasure et ceci dans deux configurations (a) brasure en contact avec la phase Cu 6 Sn 5 et (b) brasure toute seule. Par ailleurs, dans cette section, une approche théorique de germination hétérogène est proposée afin de déterminer les sites favorables de germination hétérogène en comparant les surfusions expérimentales avec celles calculées.

La morphologie et l'épaisseur des couches intermétalliques formées à l'interface Cu solide/Sn liquide jouent un rôle essentiel sur les caractéristiques physiques des interfaces ainsi que sur les caractéristiques mécaniques du joint. Dans la littérature, il y a encore beaucoup de controverse concernant l'exposant de la loi de croissance de la couche de Cu 6 Sn 5 et surtout concernant les mécanismes régissant la croissance et la morphologie de cette couche. Afin d'approfondir nos connaissances dans ce domaine, nous avons effectué deux types d'expériences spécifiques sur le système Cu/Sn qui sont présentés dans la section 6: -Nous comparons la cinétique de la croissance de la phase Cu 6 Sn 5 pour le couple standard Cu/Sn liquide et pour le couple incrémental Cu 3 Sn /Sn liquide. Le changement dans le taux de croissance peut nous donner un lien avec le mécanisme de la croissance des intermétalliques.

-Nous comparons, pour la première fois, la cinétique de croissance de la phase Cu 6 Sn 5 entre le cuivre et la brasure liquide métastable avec celle entre le cuivre et la brasure solide stable à la même température. Ceci est réalisé en effectuant des expériences spécifiques par calorimétrie différentielle à balayage (DSC) afin de contrôler l'état physique de l'alliage et de régler la température de façon précise. Nous déterminons ainsi les facteurs qui affectent la morphologie des produits de réaction et les mécanismes de croissance des phases et une modélisation de la cinétique de croissance est proposée. Enfin, dans cette section, une évaluation théorique de la largeur des canaux liquide à l'intérieur de la phase Cu 6 Sn 5 , responsable de diffusion rapide dans cette phase, dans le système Cu/Cu 3 Sn/Cu 6 Sn 5 /Sn, est effectuée.

Une synthèse des conclusions principales de cette étude sera donnée à la section 7 de ce manuscrit ainsi qu'un certain nombre des perspectives en ce qui concerne certaines des questions fondamentales sur le sujet du processus de brassage, qui ne sont pas encore élucidées. 

2.2) Le système Cu-Sn dans la tec

Il y a deux intermétalliques (IMC forment des couches continues à l'interf ique é pour réaliser l'assemblage des parties métalliques tal d'apport placé entre les pièces à assembler. C lement utilisée dans l'industrie microélectronique p sur les circuits imprimés, fils de cuivre, etc. Le sage en électronique et les brasures à base de Sn Les brasures (alliages de brasure) sont essentiell d'une bille de brasure. La taille des billes de brasu ieure à 100 µm et diminue avec la tendance de minia e qui se développe au cours du processus de reflo re et la croissance de composés intermétalliques ( 'opération de reflow (voir Figure 1) comprend un température dépasse celle de fusion de la brasure liquide est de quelques minutes (typiquement 2-3 m res-temps d'une refusion ( reflow) typique [Bert niaturisation conduit à de nouveaux défis et les pro inution significative de la dimension de brasure (ou ) la technologie flip-chip moderne (voir Figure 2) u e passage aux circuits 3D (trois dimmensionnels) i tre du joint brasé peut être réduit à 1 um.

GA) de billes de brasure sur une surface de la puce d'assemblage de puces [Tung_2014] lieu de germination sont des sujets de grand intérêt scientifique. Les températures de fonctionnement des dispositifs microélectroniques étant significativement inférieures à celle de fusion de la brasure, la croissance rapide des IMC au cours du reflow (refusion) joue un rôle essentiel dans l'établissement de l'adhésion entre le substrat et la brasure.

2.3) Mouillage de Cu et des intermétalliques Cu 6 Sn 5 et Cu 3 Sn par les alliages liquides base Sn

La mouillabilité des solides utilisés à l'industrie micro-électronique est d'un intérêt essentiel car elle affecte fortement la géométrie et la fiabilité mécanique du joint de brasure ainsi que la réactivité initiale à l'interface entre le substrat d'origine et de brasure. En général, on distingue le mouillage non réactif et le mouillage réactif [Eustathopoulos_1999]. Dans le cas du brassage en électronique on rencontre très souvent le mouillage réactif car les brasures usuelles à base Sn sont très réactives avec Cu, ce qui signifie que le mouillage est suivi par la formation rapide de composés intermétalliques à l'interface [Tu_2007] (souvent les deux processus mouillage et réactivité se déroulent simultanément -c'est le mouillage réactif). Le processus de mouillage est régi par un ensemble de conditions, y compris l'état de surface, la viscosité de la brasure, l'atmosphère ambiante, la réactivité et l'oxydation de la surface du substrat et/ou de la brasure. Nous étudierons plus particulièrement le mouillage du Cu pur et des intermetalliques Cu 6 Sn 5 et Cu 3 Sn par des alliages de brasures liquides (base Sn).

Toutes les études rapportées dans la littérature sur le mouillage des substrats métalliques par les alliages liquides à base Sn montrent que très peu d'expériences de mouillage sont effectuées avec la méthode de la goutte déposée. La plupart des expériences de mouillage dans ces systèmes sont effectuées en utilisant la méthode classique de la goutte posée où la fusion et l'homogénéisation de l'alliage métallique interfèrent avec le processus d'étalement et de diffusion. En plus ces expériences ne sont pas effectuées dans des conditions isothermes. De plus, la combinaison de la méthode de la goutte déposée avec un contrôle de l'atmosphère n'est indiquée que par un nombre très limité d'études. La majorité des études rapportent des angles de contact finaux, mesurés pour Sn liquide ou pour des alliages à base de Sn liquides sur des substrats de Cu, dans la gamme de 26 à 43°. Il convient de noter que l'addition d'Ag, Cu ou Bi dans la brasure conduit à diminuer de l'angle de contact vers 13°. Notez cependant que, en général, ces angles de contact finaux sont obtenus après l'interaction de la brasure liquide avec Cu solide pendant au moins quelques minutes et leur signification physique n'a pas été précisée.

Seulement très peu d'études ont porté leur intérêt sur le mouillage des phases intermétalliques Cu 6 Sn 5 et Cu 3 Sn par des brasures liquides à base de Sn. Jusqu'à présent ces études comprennent la mise en oeuvre de la seule technique de la goutte posée avec l'utilisation de flux. Ainsi, il est difficile de conclure si l'angle de contact de l'étain liquide sur les phases intermétalliques (IMC) est inférieur ou supérieur à l'angle de contact sur le substrat de Cu non réagi. Néanmoins, le fort effet de l'oxydation de surface a été détecté pour le mouillage des phases IMC.

Des études récentes sur les étapes initiales d'étalement non réactif (jusqu'à 10 ms) dans les systèmes métalliques (gouttelettes d'Ag, Cu et Au liquide sur substrat Mo) est une sorte de guide pour la détection de l'étape d'étalement non réactif dans les systèmes Cu/Sn liquide et Ag/Sn liquides. La détection de cette étape (et des angles de contact correspondants) serait essentielle pour la détermination de l'angle de contact d'équilibre de Sn liquide sur les substrats de Cu et Ag avant la formation d'un produit de réaction à l'interface liquide/solide.

2.4) Réactions interfaciales Cu et les alliages liquides base Sn

La croissance des phases intermétalliques entre le cuivre solide et les brasures à base d'étain liquides, pendant les dernières étapes de la réaction, est bien étudiée expérimentalement. Le modèle FDR [Gusak_2002] peut être utilisé pour la description de la croissance lors du processus de refusion (reflow) lorsque le temps de réaction avec la brasure liquide ne dépasse pas quelques minutes. Néanmoins, des résultats récents montrent que les modèles de cinétique de croissance devraient être revus pour l'étape initiale de la réaction (temps de réaction t < 10 s), ainsi que pendant les derniers étapes de la réaction (t > 30 min). La séquence de germination des IMCs à l'interface Cu/Sn est encore en discussion et devrait être revue. De même le critère de suppression de la croissance de la phase ε-Cu 3 Sn (si ce critère existe) doit être défini.

Au cours de réaction à l'état solide, la cinétique de croissance des IMCs obéit à une loi parabolique. Le processus de croissance peut être bien décrit par les modèles existants de croissance de phase au cours de réactions à l'état solide. Cependant, l'ambiguïté des résultats expérimentaux dans la compétition de la croissance au cours des dernières étapes du recuit à l'état solide (lorsque la phase dominante n'est pas clairement identifiée) doit être étudiée en détails. Un effort particulier devrait être fait pour révéler les facteurs conduisant au développement des porosités à l'interface. [Chang_2003, Wang_2006, Sobczak_2007, Matsumoto_2008, Kim_2009]) sont très bien mouillés par les alliages de brasure liquides (mouillage réactif), peut conduire à une conclusion préliminaire que la germination au cours du refroidissement d'une brasure liquide devient plus facile par une germination hétérogène sur le substrat métallique (en fait, sur la couche de réaction intermétallique formée à interface substrat/brasure).

Cependant, le degré de surfusion pendant le brasage des alliages à base de Sn (ou Sn pur) sur Ag ou Cu est encore élevé (> 15 K). Ceci a conduit récemment Belyakov et Gourlay [Belyakov_2014] à la conclusion que les composés intermétalliques rencontrés dans le brasage, Ag 3 Sn et Cu 6 Sn 5 sont inefficaces à catalyser la germination de Sn. Ces auteurs [Belyakov_2014] ont montré que cristaux d'autres composés intermétalliques NiSn 4 , PdSn 4 et PtSn 4 sont des sites de germination hétérogène pour Sn, ce qui réduit la surfusion de germination de Sn de 35 K à 3-4 K seulement.

Malgré le fait que plusieurs travaux ont récemment été consacrés à la germination de l'étain dans le volume de la brasure, le rôle des différents sites potentiels de germination hétérogènes d'étain à l'intérieur de la bille de brasure n'a pas encore été élucidé. En outre, il n'y a pas d'études spécifiques traitant la comparaison des degrés de surfusion obtenus après une fusion partielle de la brasure et après une refusion (reflow) dans les configurations: (i) billes de brasure et (ii) joint de brasure préparés par refusion (reflow) d'alliage de brasure sur le substrat de cuivre.

3) Méthodes expérimentales et matériaux

3.1) Méthode de la goutte posée : principe

La méthode de la goutte posée consiste à suivre la variation de la forme d'une goutte de métal ou d'alliage placée sur un substrat plan et horizontal, lorsqu'on se trouve à une température supérieure à la température de fusion du métal ou de l'alliage considéré. La masse des gouttes utilisées est faible (de 20 à 100 mg), on peut alors considérer que la déformation de la goutte sous l'effet de la gravité est faible, et que la forme de la goutte est une calotte sphérique. On mesure les paramètres caractéristiques suivants (Figure 3): le rayon de base R et la hauteur h de la goutte et les angles de contact à gauche (θ g ) et à droite (θ d ). A partir de ces mesures, on déduit la valeur moyenne de l'angle de contact:

θ = (θ l + θ r )/2
(1) On peut calculer θ à partir des dimensions linéaires de la goutte supposée être une calotte sphérique:

θ = 2arctan (h/R)(θ l + θ r )/2
(2) Dans l'approximation d'une sphère tronquée, on calcule le volume de la goutte par la relation suivante : 

V = πr 3 (2-3cosθ + cos 3 θ)/(3sin 3 θ) (3)

3.2) Méthode de la goutte déposée

La version classique de la méthode de la goutte posée présente quelques désavantages, car la fusion et l'homogénéisation de l'alliage métallique interfèrent avec le processus d'étalement. Pour cette raison, nous mettons en oeuvre la version modifiée de cette technique: la méthode de la goutte déposée qui permet la séparation des processus de fusion et d'étalement d'un alliage sur un substrat. A cette fin, une configuration spéciale est mise en oeuvre (voir Figure 4). Le substrat est placé sur une "table tournante", alors que l'alliage est fondu dans un creuset céramique situé au-dessus du substrat. Le creuset communique dans sa partie inférieure avec un capillaire en alumine de diamètre intérieur 0.6 mm et de longueur d'environ 5 mm. Quand l'alliage est complètement fondu, une gouttelette de liquide est extrudée par le capillaire, puis l'ensemble (creuset + capillaire + goutte) est déplacé vers le substrat. Quand la partie inférieure de la goutte touche le substrat, un étalement spontané de la goutte se produit sur le substrat.

L'ensemble du processus de dépôt est enregistré par une caméra rapide (jusqu'à 5000 images/s). Ceci permet de visualiser toute les étapes du dépôt et de l'étalement de la goutte (voir Figure 4): (i) extraction de la goutte du capillaire (Figure 4a), (ii) transfert de la goutte sur le substrat (Figure 4b), (iii) mouillage du substrat et formation d'un pont liquide avec le capillaire (Figure 4c) et (iv) détachement et étalement de la goutte (Figure 4d). 13 présente les détails de bleues) au cours de l'étalement de la g Figure 12). Nous avons suivi l'évolut diminution significative de la hauteur Ensuite, après environ 16 minutes de co La Figure 16a, qui présente une image MEB de l'échantillon Ag/Sn (expérience de mouillage à 400°C), montre qu'une couche réactionnelle continue, identifiée en tant que phase Ag 3 Sn, est formée à l'interface. On voit clairement qu'à la ligne triple, la gouttelette de Sn est située au-dessus de la couche de réaction Ag 3 Sn. De plus, la dissolution du substrat Ag est très prononcée à 400°C. Cette dissolution est mise en évidence par une grande quantité de précipités d'Ag 3 Sn dans la goutte formés lors de la solidification, mais aussi par la forme non plane de l'interface liquide/solide.

La Figure 16b présente une image MEB de l'échantillon Ag/Ag 3 Sn (expérience de mouillage à 400°C). Elle montre qu'il n'y a pas de formation de couche réactionnelle à l'interface et qu'il y a une dissolution du substrat conduisant à la formation de précipités d'Ag 3 Sn dans la goutte lors de la solidification. Dans cette section, nous présentons une étude expérimentale de la réaction interfaciale entre le Cu solide et un alliage Sn-0.7wt%Cu liquide pendant des durées de contact très courte (de 1 ms à 1 s) à 250°C. Cette étude est réalisée par la mise en oeuvre d'un dispositif expérimental d'immersion rapide (conçu et construit dans notre laboratoire) couplée avec des caractérisations MEB-FEG et TEM afin de révéler la séquence de formation des composés intermétalliques à l'interface Cu/Sn liquide ainsi que l'évolution de la morphologie et de l'épaisseur moyenne des produits de réaction lors des premiers instants de la réaction. Ainsi, le but de cette section est de d'apporter une réponse plus précise à la question importante (et ouverte) de la séquence de formation des phases réactives à l'interface Cu/Sn liquide.

Les expériences ont été réalisées principalement dans l'équipement d'immersion rapide décrit dans le paragraphe (voir Figure 5). Une feuille de Cu (10×2×(0.1-0.5) mm) est plongée dans un bain liquide de l'alliage Sn-0.7wt.%Cu à 250°C (désigné Substrat 1, voir Figure 18). La profondeur maximale d'immersion est de 6 mm, le temps maximal de contact entre Cu/liquide est d'environ 40 ms dans la zone qui touche la première le bain liquide et d'environ 1 ms dans la zone qui touche à peine le bain liquide.

Dans le cas de l'immersion manuelle, la feuille de Cu de mêmes dimensions que le substrat 1 est immergée sur une profondeur d'environ 2 mm. Après l'immersion, l'interface Cu/Sn a été analysée dans une zone située à une distance de 1.5 mm de la pointe de l'échantillon, ce qui correspond à une durée de réaction d'environ 1 s (noté Substrat 2). Le temps d'immersion a été évalué à l'aide un chronométreur.

Le Tableau 1 donne la liste des échantillons analysés dont le temps d'immersion t varie de ~ 1 ms à 1 s. Les échantillons désignés par les lettres A à F ont été extraits du même substrat de Cu immergé dans Sn liquide en utilisant l'équipement d'immersion rapide (Substrat 1) tandis que l'échantillon désigné par la lettre Z a été extrait du substrat de Cu plongé manuellement dans Sn liquide (Substrat 2). La réaction entre le Cu solide et alliage Sn-0.7wt.%Cu liquide a été étudiée après des temps de réaction très courts de 1 ms à 1 s par MEB-FEG avec la mise en oeuvre de la préparation des échantillons par FIB. Les Figures 19a-e montrent que le produit de réaction consiste d'une seule couche réactionnelle pour les temps de réaction de 1 ms à 40 ms. Sa morphologie se modifie au cours du temps, d'une couche plane d'épaisseur 40 nm (Figure 19a) à une couche réactionnelle en forme d'aspérités (scallops) avec une épaisseur moyenne de 1 µm. Lorsque le temps de réaction augmente à 1 s, deux couches sont détectées à l'interface (voir Figure 19f). Afin d'identifier la nature des différentes phases contenues dans le produit de réaction nous avons effectué des caractérisations TEM de certains échantillons. L'étude de TEM a été réalisée sur du substrat 2 (voir Figure 20). L'analys ms) a démontré, pour la première fois deux couches:

(i) une couche sous forme de préci une structure cristalline correspondant à (ii) une couche mince, continue e ayant la même structure que la première L'analyse de l'échantillon Z (temps obtenue lors des opérations de refusio composés de grains de la phase ε-Cu 3 S aspérités (scallops) coté Sn. Pour plus de détails sur ce paragrap

5.3) Critères de suppression cin Cu 3 Sn

Considérons un système binaire A phase qui se forme à l'interface est la phase 2 sous forme d'îlots tout au long sont les suivantes:

1) La diffusion dans le volume de l 2) La diffusion des constituants s déplacent tout au long de l'interface 1/2 de simplicité, les coefficients de diffu considérés comme identiques et égales 3) La diffusion tout au long de l'in phase; l'excès de composant B à l'in croissance de la phase 2 et par conséque 4) La vitesse de déplacement de l' sur cette interface: ination et la croissance de Cu 3 Sn à l'interfac des canaux liquides d'épaisseur moyenne δ e η-Cu 6 Sn 5 croissante (voir paragraphe 6), comme e de la phase ε-Cu 3 Sn d'une épaisseur constante t tente de croitre entre la phase η et Cu. Il est ε ne peut pas être plus petite que, par exemple, 1 er la taille critique de la phase η (R = R * ) au-des aillée de ce problème conduit à la valeur de R* : ous établissons l'expression de croissance de la pha ue si l'épaisseur de la phase 1 (∆x 1 = e) est supér En considérant les bilans de masse aux interfaces réactives, on obtient:

( )

ε η η/Sn η/ε η η η η η ε η 2 2.6 2 C k k k D C D C C C C ′ ′ ′ ≡ - = ∆ ≈ ∆ - (18) 

b) Croissance par diffusion en phase liquide à travers des cannaux liquide dans la phase η η η η

Dans certaines études on montre que, la cinétique de croissance de la phase η-Cu 6 Sn 5 est plus rapide que celle de la phase ε-Cu 3 Sn car la croissance de η-Cu 6 Sn 5 a lieu par diffusion à l'état liquide au travers des canaux liquides nanométrique dans la phase η qui conduit à une vitesse de croissance rapide de cette phase [Kim_1996]. Afin d'évaluer la largeur moyenne de ces canaux (notée δ), nous appliquons une version simplifiée du modèle FDR développé par Gusak et al. [Gusak_2002].

b-1) Couple Cu/Sn liquide La relation finale de l'évolution temporelle de la hauteur moyenne des ″scallops″ de η-Cu 6 Sn 5 est donné par : nm, valeur proche de celle estimée par Jong-ook Suh et al [Suh_2008] pour les alliages base Sn (≈ 2.5 nm).

6.2) Différences entre les réactions interfaciales dans les couples Cu/Sn solide et Cu/Sn liquide métastable à la même température: Rôle de l'état physique de Sn L'objectif principal de cette section est d'étudier les différences entre les réactions interfaciales Cu/Sn solide et Cu/Sn liquide métastable à la même température afin de déterminer le rôle de l'état liquide sur la cinétique de croissance des produits de réaction ainsi que sur leur morphologie. Dans ce but, nous avons réalisé des expériences spécifiques de DSC afin d'étudier la réactivité interfaciale d'une part entre un substrat de Cu et l'alliage eutectique Sn-0.7wt.% Cu liquide métastable et d'autre part entre Cu et l'alliage solide Sn-0.7wt.%Cu à la même température de 222°C. (La température de fusion de cet alliage est de 227°C). Ensuite, nous comparons et analysons les résultats expérimentaux afin d'effectuer une analyse théorique de la cinétique de croissance de la phase de η-Cu 6 Sn 5 dans les deux configurations.

Résultats expérimentaux

Les échantillons utilisés sont des couples Cu/alliage Sn-0.7Cu réalisés par immersion rapide (< 1s de contact) de feuilles de Cu dans un bain d'alliage Sn-0.7Cu liquide à 250°C.

Deux cycles thermiques (régimes) ont été appliqués aux échantillons dans un DSC: (i) Régime I, réactivité à l'état solide -les échantillons ont été chauffés jusqu'à 222°C et recuit à cette température pendant des temps de maintien variant de 1 h à 32 h.

(ii) Régime II, réactivité à l'état liquide (étude de la réaction interfaciale entre Cu et l'alliage liquide métastable à 222°C). Les échantillons ont été tout d'abord fondus à 235°C et ensuite refroidi jusqu'à 222°C dans un état métastable et maintenus à 222°C pendant un temps donné variant de 1 h à 32 h (voir Figure 31).

La Figure 32 Dans la figure 33, l'épaisseur moyenne de chaque couche (e η et e ε ) pour le couple Cu/alliage liquide et e′ η et e′ ε pour le couple Cu/alliage solide est tracée en fonction du temps ainsi qu'en fonction de la racine carrée et la racine cubique de temps. Ces courbes montrent la valeur de l'exposant n (e i ∼ k i t n ) se trouve entre 1/2 et 1/3. La variation de l'épaisseur des couches de réaction est alors représentée par les équations suivantes: 24) correspond au mieux à la cinétique de croissance de la couche η-Cu 6 Sn 6 . Cependant, il semble que la loi de croissance parabolique correspond mieux aux résultats expérimentaux (Figure 33b). Ainsi, dans ce qui suit, la loi de croissance parabolique a été choisie. A partir des équations ( 23) et ( 24) on obtient: (ii) La cinétique de croissance de la couche η-Cu 6 Sn 5 dans le couple Cu/liquide est beaucoup plus rapide que dans le couple Cu/solide: après 32 heures de réaction, l'épaisseur moyenne de la couche de η-Cu 6 Sn 5 dans le premier cas est environ quatre fois supérieure à celle obtenue dans le second cas.

La grande différence dans la cinétique de croissance et la morphologie de la couche de la phase η-Cu 6 Sn 5 , quand le couple Cu/alliage liquide métastable est remplacé par le couple Cu/alliage souligne l'existence d'un mécanisme de croissance particulier. En effet, si l'on suppose que la cinétique de croissance des couches de réaction est limitée dans les deux cas par la diffusion en phase solide, une explication possible de cette différence sur la base des facteurs thermodynamiques n'est pas valable ici car la force motrice de formation de la phase η est pratiquement la même dans les deux cas.

Modélisation de la croissance de la phase η η η η-Cu 6 Sn 5 à l'interface Cu/alliage liquide

Il est très intéressant de noter que la plupart des bouts des sillons dans la phase η-Cu 6 Sn 5 , détectées par SEM, sont situés à une distance (h) d'environ 3 à 5µm à partir de la couche de ε-Cu 3 Sn et cette distance reste pratiquement constante quelle que soit reste le temps de réaction (voir Figure 32). Dans ce qui suit nous proposons deux scénarios concernant la configuration géométrique des canaux liquides dans la couche de la phase η-Cu 6 Sn 5 , comme indiqué schématiquement sur la Figure 34: (a) Tous les joint de grains de η-Cu 6 Sn 5 sont pénétrés de la même façon (Figure 34b). En première approximation, on suppose que des canaux liquides, de largeur moyenne δ, existent entre les scallops hémisphériques (de rayon R) de phase η-Cu 6 Sn 5 et que tous les scallops ont la même taille a = R = H (voir Figure 34a). Les canaux nanométriques qui relient les extrémités des sillons avec la couche de granulaire fine de ε- 29

7) Conclusions générales

Il existe de nombreux phénomènes qui interviennent dans le processus de brasage, tels que: le mouillage des parties solides par l'alliage liquide et les interactions interfaciales solide/liquide (dissolution, diffusion, germination et croissance des produits d'interface) lorsque la brasure est à l'état liquide, ainsi que la surfusion, la germination et la solidification de l'alliage de brasage pendant le refroidissement du système à la température ambiante.

L'étude fondamentale de ces phénomènes dans le système Cu/alliages liquides base Sn, qui est le système le plus utilisé lors du brasage en électronique, devient crucial, en particulier avec la diminution significative des dimensions des joints de brasure à l'échelle du micromètre.

L'objectif principal des travaux de cette thèse était de répondre à certaines des questions fondamentales en relation avec les phénomènes de mouillage, de germination et de croissance de phases intermétalliques aux interfaces réactives qui interviennent dans le processus de brasage lors de l'assemblage en électronique.

Les principales conclusions de cette étude sur (i) le mouillage, (ii) la germination et (iii) la cinétique de croissance dans les processus de brasage peuvent être résumées comme suit: (i) Mouillage de Cu, Ag et de leurs intermétalliques avec Sn:

La mouillabilité des substrats métalliques Cu et Ag et de leurs principaux intermétalliques avec Sn (Cu 3 Sn, Cu 6 Sn 5 et Ag 3 Sn) par Sn, l'alliage Sn-Cu et Pb liquide a été étudiée en utilisant la technique de la goutte déposée dans un four sous vide secondaire et suivie d'une caméra rapide pour l'enregistrement du processus d'étalement.

Cette étude a permis de démontrer que, dans la gamme de température 300-600°C, la première étape d'étalement sur Cu est très rapide (étalement non réactif en moins de 10 ms), la vitesse d'étalement étant d'environ 0.25 m/s et que la deuxième étape (étalement réactif) est beaucoup plus lente. Au cours de la première étape, la cinétique d'étalement est pratiquement indépendante de la température et similaire à celle du plomb liquide à 400°C (étalement non réactif). Cela nous permet de conclure que l'angle de contact d'équilibre de Sn liquide sur une surface non-réagi et propre de Cu est inférieur à 30°.

Les expériences de mouillage des intermétalliques Cu 3 Sn et Cu 6 Sn 5 , réalisées pour la première fois, ont permis une meilleure compréhension du phénomène de mouillage réactif dans le système Cu/Sn liquide. Les angles de contact non réactifs de Sn liquide sur une surface de Cu 3 Sn, atteint en moins de 10 ms, diminuent de 23 à 10° lorsque la température augmente de 300 à 500°C, ce qui devrait être principalement due au degré d'oxydation de la surface du Cu. Au cours des expériences de mouillage du composé Cu 6 Sn 5 à 390°C, de faibles angles de contacts d'environ 20° ont été atteint en moins de 10 ms. En outre, une infiltration rapide de Sn liquide dans le substrat de Cu 6 Sn 5 à travers les joints de grains mouillés et/ou les porosités ouvertes est en accord avec le très bon mouillage de ce composé par Sn liquide. Ces résultats permettent de conclure que, le mouillage du Cu a lieu en deux étapes: une étape très rapide d'étalement non réactif et une étape lente d'étalement réactif.

Les résultats des expériences de mouillage de Ag et Ag 3 Sn par le Sn liquide nous ont permis de proposer un mécanisme de la cinétique d'étalement en deux étapes: (a) un mouillage très rapide non réactif, l'angle de contact diminuant jusqu'à l'angle d'équilibre sur Ag non réagi (θ Ag ≈ 20°) en moins de 10 ms (vitesse d'étalement supérieure à 0.1 m/s) et (b) une étape de mouillage réactif lente de θ Ag à l'angle d'équilibre de Sn liquide sur la couche de produit de réaction, Ag 3 Sn (θ Ag3Sn ≈ 10°).

(ii) Germination (a) à l'interface réactive Cu/ Sn liquide et (b) dans l'alliage de brasure a) Germination à l'interface récative Cu/Sn liquide

En mettant en oeuvre un dispositif expérimental d'immersion rapide réalisé dans notre laboratoire, les techniques de SEM-FEG et de TEM, nous avons réussi à étudier, pour la première fois, la séquence de formation des composés intermétalliques à l'interface Cu/alliage Sn-Cu liquide à 250°C, pour des temps d'interaction entre 1 ms et 1 s. Pour les de temps d'interaction très court (1 à 40 ms), deux couches intermétalliques sont formées à l'interface: une couche mince et homogène (40-100 nm d'épaisseur) et une couche d'épaisseur non homogène (50-500 nm). Les deux couches correspondent parfaitement à la structure de η-Cu 6 Sn 5 . Aucune cristallite de la phase ε-Cu 3 Sn n'est détectée pour de telles durées de réaction. Pour un temps de réaction d'environ 1 s deux couches de réaction sont détectées à l'interface: une couche fine de la phase ε-Cu 3 Sn (épaisseur ≈ 100 nm) et une couche de la phase Cu 6 Sn 5 (hauteur maximale de 500 nm). Ces expériences donnent, pour la première fois, la réponse à l'une des questions les plus ouverts et intéressante concernant le brasage en électronique: la première phase qui se forme à l'interface Cu/Sn est la phase Cu 6 Sn 5 et la phase Cu 3 Sn ne croit pas à l'interface tant que l'épaisseur de la phase Cu 6 Sn 5 est inférieure à environ 500nm.

Dans le même domaine d'intérêt scientifique, nous avons développé une approche théorique sur les critères de suppression de la deuxième phase (ε-Cu 3 Sn) formée à l'interface réactive Cu/Sn liquide en supposant que Cu 6 Sn 5 est la première phase qui se forme sous forme d'une couche continue. Ce modèle conduit à l'épaisseur critique de la première couche de Cu 6 Sn 5 au-dessous de laquelle, la germination et la croissance de la seconde phase (Cu 3 Sn) est supprimée. L'épaisseur critique de la couche de Cu 6 Sn 5 évaluée par ce modèle est en accord avec les résultats expérimentaux obtenus dans cette étude. En outre, une modélisation théorique d'étapes antérieures de formation d'embryons isolés de la phase ε-Cu 3 Sn est développée avec succès dans le cas d'une suppression de la cinétique de croissance latérale de cette phase.

(b) Germination dans l'alliage de brasure La cristallisation de l'alliage eutectique Sn-Cu a été étudiée par des expériences spécifiques de DSC dans deux configurations différentes: alliage de brasure en contact avec la phase Cu 6 Sn 5 (joint de brasure) et alliage de brasure seul. En appliquant des cycles thermiques de fusion complète et partielle de la brasure, on obtient différentes catégories de degrés de surfusion. En particulier, des degrés de faible surfusion (∆T = 1-7 K) sont détectés pour la première fois dans le cas de la fusion partielle. Une approche théorique de la germination hétérogène dans ce dernier cas montre que les sites de germination favorables sont, probablement, des cavités des particules Cu 6 Sn 5 non dissoutes avec des rayons de courbure d'environ 10nm et/ou des marches (steps) sur la surface de ces particules avec un angle d'ouverture d'environ 120 à 130°. Cette étude a permis de conclure sur les sites hétérogènes de germination de Sn solide: (i) Dans le cas de fusion complète de l'alliage (refusion), les particules Cu 6 Sn 5 sont complètement dissoutes dans la brasure liquide et la germination a lieu uniquement sur des impuretés solides (ou sur la couche de Cu 6 Sn 5 formée à l'interface Cu/alliage dans le cas de joints de brasure), (ii) Dans le cas d'une fusion partielle, les nanoparticules de Cu 6 Sn 5 non dissoutes dans la brasure liquide, servent de sites de germination hétérogènes de Sn solide.

(iii) Cinétique de croissance des couches interfaciales à l'interface Cu/Sn liquide

Les mécanismes de croissance de la phase de η-Cu 6 Sn 5 , formée par réaction entre Cu et Sn liquide, pour lesquels il existe encore beaucoup de controverse dans la littérature, ont été étudiés expérimentalement et théoriquement.

-La cinétique de croissance de la phase η-Cu 6 Sn 5 formée à l'interface Cu 3 Sn/Sn liquide a été étudiée par une interaction directe entre des spécimens de ε-Cu 3 Sn préparés spécialement pour cette étude et Sn liquide saturé en Cu à 250°C. La comparaison de la cinétique de croissance de l'intermétallique Cu 6 Sn dans le couple standard Cu/Sn liquide et dans le couple incrémental Cu 3 Sn/Sn liquide a contribué à la compréhension des mécanismes de croissance de la phase η-Cu 6 Sn 5 . Les résultats obtenus sont également compatibles avec le modèle FDR.

-Afin d'éliminer toute différence de force motrice de diffusion entre les couples Cu/Sn solides et Cu/Sn liquide nous avons effectué, pour la première fois, des expériences spécifiques de réactions d'interface entre Cu et le liquide métastable Sn-0.7wt%Cu à 222°C pour des temps de réaction aussi long que 32 heures. Ceci est réalisé en effectuant des expériences spécifiques de DSC afin de contrôler l'état physique de l'alliage ainsi que de régler la température de façon précise. La comparaison directe des cinétiques de croissance des couches réactionnelles et de leur morphologie aux interfaces Cu/brasure liquide et Cu/brasure solide, à la même température, conduit à la conclusion suivante: La très grande différence dans la cinétique de croissance entre les deux couples peut être expliquée si la croissance se produit par diffusion à l'état liquide par l'intermédiaire de canaux liquides de largeur nanométrique formés entre les joints de grains de la phase η-Cu 6 Sn 5 et/ou par des canaux cylindriques de rayon de quelques dizaines de nanomètres formées aux jonctions triples des grains de η-Cu 6 Sn 5 . Une évaluation théorique de la largeur de ces canaux liquides est effectuée pour la première fois et elle est cohérente avec le modèle FDR.
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 1 Figure 1-1. (a) Schematic diagram of the solder joint between a leg and a substrate board [Tu_2007] (b) Stacked die with stand-off-stitch bond with 20 µm Pd coated Cu wires [Amkor 2012].

Figure 1

 1 Figure 1-4. a) The SiP package with two dice b) Through-Silicon-Vias (TSV's), microbumps and Cu Pillar microbumps [Amkor_2011]
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 1516 Figure 1-5. Schematic drawing of shear testing on solder microbump joint. [Bertheau_ 2014_II] (a) (b) (c)

Figure 1

 1 Figure 1-7. a) Formation of the voids due to the high current electromigration test; b) experimental points and model fit. X T is the fraction of the transformed phase (evidentially, the pores fraction) [Tian_2011].
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 18 Figure 1-8. Perfect wetting.
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 1 Figure 1-10. Schematic according to the model of Shut
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 1 Figure 1-11. Variation of formed by the mercury drople [Hitchcock_1981].

  slope of the asperities relatively to the general odel of Shuttleworth et Bailey [Shuttleworth h amplitude of 2θ max . perimentally observed advancing (or recedin lue θ Y and roughness of the substrate, but als ed to overcome the surface asperities. S.J. entally studied the wetting of the substrat t the difference θ aθ Y rises linearly with R a / avelength" of asperities (see Figure 1-11). If w ch differ from the Young's contact angle by jus have the relation R a /λ a ~ 10 -2 . Such values m [Eustathopoulos_2005]. Therefore, in wettin hile preparing the substrates. of the advancing contact angle as a function o plet on the polished substrate of silica (with r Young contact angle, on the contact angle le is higher than the al plane of the solid nsic Young's contact d. In case of the twowhich are parallel to (1-6) ral plane of the solid orth_1948] considers ding) contact angle also on the vibration .J. Hitchcock et al. trates with different /λ a , where R a is the If we tend to measure just few degrees (say es correspond to the tting experiments we n of the relation R a /λ a , h random roughness)
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 1 Figure 1-13. The inertial the non-reactive spreading of geometry with formation of th ends with collapse of the liqu droplet (c); the linear depende angle θ D obtained during sprea 3-3-2) Reactive wetting Two general types of rea and liquid metals can be distin formation of a three-dimension liquid and solid. Consequently (ii) reactive wetting, with form (a)
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 1 Figure 1-16. (a) Kinetic 30at%Si alloy at T=1150°C [D the wetting (left), during the A' The segments of the R(t) corresponds to point A is a c vitreous carbon (C v ). This ang wetting). Dezellus et al [De configuration A' rapidly in so covered by the reaction produc the triple line but the liquid sti interface is covered by the re quasi-linear spreading stage A modeling of the A'C stage, re dR/dt and the instantaneous co U F where V is the droplet vo ( F
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 1 Figure 1-18. Variation with time of the contact angle θ of a Sn-5wt.%Cu alloy on Cu substrate during heating and isothermal holdings at 623, 723 and 823K [Amore_2008]
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 1 Figure 1-19. a) Schema contact angle θ over time f temperatures. c) Variation of wt.%Cu solder on Cu substrate Shen et al. [Shen_2010] grain size by liquid SAC allo types of grain structure: coarse up to 0.5µm. The experiments was melted separately. The e coarse-grained substrates the fi 27-30° almost independent on Figure 1-20a). For the nanocry the final contact angles were a 20b).The coarse-grained and contact with liquid solder fo microstructures are shown on thinner IMC layer and (ii) a pr grained substrate. Authors dis with surface contamination or
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 1 Figure 1-22. Phase diagram of the binary Cu-Sn system [Furtauer_2013].

Figure 1

 1 Figure 1-23. Top-view SEM images showing the microstructure of the Cu 6 Sn 5 layer formed at Cu/liquid Sn interface after dipping of Cu in the molten Sn for 1 s at (a) 240°C and (b) 300°C [Gagliano_2002].

  -24a along with the points (A-I), which indicate the principal moments of the experiment. Authors present the micrographs at the temperature range starting from 505K, whereas the solder started to melt at 483K. The heating rate was 10 K/min, so the time of reaction with liquid alloy is approximately 2 min for point A, which corresponds to the shortest reaction time (Figure1-24a). The TEM (Figure1-24b) and the SEM (Figure1-24c) micrographs reveal the formation of the Cu 3 Sn fine-grained layer with the thickness of approximately 300 nm and the Cu 6 Sn 5 layer with the thickness approximately 1 µm. It is reported [Gong_2008] that the growth of the IMC is slow during the heating stage, whereas the dissolution is the dominant process. If the dwelling time is long enough the liquid solder is becoming saturated and growth accelerates. A pronounced growth of the IMC is observed also during the cooling stage. The EBSD analysis demonstrates the preferred [0001] orientation of the Cu 6 Sn 5 grains after solidification.

2 Figure 1

 21 Figure 1-24. Variation of the temperature with time during a reflow process (a); The TEM micrograph (b) and SEM micrograph (c) showing the Cu/Sn interfacial zone corresponding to the A point, namely after 2 min of reaction with liquid alloy with heating from 483K to 505K. The formation of the planar layer of the Cu 3 Sn phase with thickness 300 nm and scallop-like Cu 6 Sn 5 with thickness 1 µm is revealed [Gong_2008].

Figure 1 -

 1 Figure 1-25. Top-view SEM image of the IMC domains formed on the Cu substrate after the spindle test (a); The TEM micrographs showing the interfacial zone after spindle test (b) and after the rapid quenching of the joint at 505K (c). The formation of the Cu 3 Sn phase in advance of the solder bulk is detected [Gong_2009].

  5-1 µm . C. Key Chung et al. [Key Chung_2010] were investigating the initial stage of the reaction between Sn-4wt.%Ag-0.5wt.%Cu BGA array and the Cu substrate by using DSC and high-resolution TEM. The melting temperature of such solder alloy is close to 217°C. After the joint temperature reached 217.4 0 C the samples were quenched in the icy water. The heating rate as well as the use of the fluxes for deoxidation are not discussed in this work [Key Chung_2010]. TEM analysis revealed formation of both IMC's: Cu 6 Sn 5 with scalloped morphology with unspecified thickness and 80-90 nm thick Cu 3 Sn layer (see Figure 1-26). Also author performed DSC analysis of the cooling process and detected two isothermal peaks at 173.2 and 186.2°C. They linked these peaks with transformation from η´-Cu 6 Sn 5 to η-Cu 6 Sn 5 . Authors concluded that η´-Cu 6 Sn 5 nucleates heterogeneously prior to the melting of the solder. Authors also investigated the interface between Cu 3 Sn and Cu 6 Sn 5 by TEM. They detected the Cu enriched region with the concentration 80.3 -84.5 at.%Cu and the thickness 4-6 nm. They have linked the existence of this thick interface with the large lattice mismatch between the two IMC. Almost of the same thickness (3-5 nm), the Cu-enriched interface was found in between solder and Cu 6 Sn 5 . Authors claim that the Cu diffusion through the intermetallics phases (obviously being volume diffusion) and along grain boundaries of intermetallics are the dominant mechanism for the growth of intermetallics in the early stage of reflow, what is granted by existence of detected Cu-enriched regions.
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 1 Figure 1-26. TEM image of the interfacial zone of the Cu/Sn-4wt.%Ag-0.5wt.%Cu couple after partial melting at 217.4°C showing the formation of the 80-90 nm thick Cu 3 Sn layer below scalloped Cu 6 Sn 5 layer (a). The DSC cooling curve showing two exothermic peaks, which are linked by authors in [Key Chung_2010] with transformation from η´-Cu 6 Sn 5 to η-Cu 6 Sn 5 .
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 1 Figure 1-27. The dissolution of Cu in liquid solder proceeds by zigzag mechanism. The broken lattice zone, the atomic cluster zone and molten CuSn diffusion zone are emerging between Cu substrate and tin-based solder according to [Lin_2012]. The right is a zoom of the region in a dotted box.
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 1 Figure 1-28. The interfacial zone after 15s reaction between Cu and Sn at 250°C after quenching in the liquid nitrogen (a) with zoom on amorphous Cu-Sn diffusion region, i.e. Region B (b), the amorphous Cu-Sn diffusion region, i.e. Region A (c) and the diffraction pattern indicating the formation of the Cu 3 Sn phase inside the amorphous region (d). [Lin_2012]
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 1 Figure 1-30. SEM image of the Cu/Sn interfacial zone developed after reaction at 215°C in vacuum for 225 hours [Paul_ 2004].

Figure 1 -

 1 Figure 1-31. Variation of the intermetallic layer thickness (e) with reaction time for Cu/Sn couple at 220°C (a); variation of the growth constant k (e = kt 1/2 ) with temperature (b) [Onishi_1975].

Figure 1 -

 1 Figure 1-32. Variation of the thickness for each individual IMC phase and total IMC change with time in Cu-Sn couple annealed at 125°C [Labie_2007]. In their experiments with electroplated Cu and Sn films, W.M. Tang et al. [Tang_2010] measured the thickening kinetics of the individual IMCs. Annealing was held at 150, 200 and 225°C. Authors report that the η-Cu 6 Sn 5 phase grows faster only at 150°C. The reported growth constants are higher for the Cu 3 Sn phase at 200 and 225°C (see Figure 1-33).
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 1 Figure 1-33. Average thickness of the η-Cu 6 Sn 5 phase (a) and ε-Cu 3 Sn phase (b) versus square root of time for Cu-Sn couple annealed at 150, 200 and 225°C [Tang_2010]. P. T. Vianco et al [Vianco_2004] also measured the total mean thickness of the reaction layers formed between Cu and Sn or between Cu and a Sn-3.5wt.%Ag alloy as a function of the temperature of the solid state aging. The experiments were performed at various temperatures from 70°C to 250°C with aging time up to 400 days (Figure 1-34). It should be noticed that the case of Cu/Sn couple the growth is slightly higher than in the case of Cu/Sn-Ag couple. As in previous cases, the growth kinetics obeys parabolic law. The activation energy of the reaction layer growth (ε + η) was determined: Q ε+η (Cu/Sn) = 43 kJ•mole -1 ; Q ε+η (Cu/Sn-Ag) = 50 kJ•mole -1 .
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 1 Figure 1-34. Variation of the total IMC thickness with square root of time in Cu/Sn-Ag couple (a) and Cu/Sn couple annealed at different temperature [Vianco_2004].
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 1 Figure 1-35. Variation of the average thickness of η-Cu 6 Sn 5 phase, ε-Cu 3 Sn phase and total IMC versus time for Cu-Sn couple annealed at 150°C (a) and 180°C (b) [Yu_2013]. 4-3-2) Kirkendall voids during solid-state reactions The reason of voiding during reactive interdiffusion in Cu/Sn couple is the difference of diffusion fluxes of Cu and Sn atoms during solid-state aging or heating operations [Tu_2007]. The formation of voids is strongly connected with formation of the ε-Cu 3 Sn layer during reaction between Cu and Sn. As the Cu 3 Sn forms the flux of vacancies emerges in the direction of the Cu substrate and the lack of the sinks results in the voids formation. It should be emphasized that in common soldering reaction the formation of voids is strongly linked with formation or later stages of growth of the ε-Cu 3 Sn layer [Zeng_2005]. Therefore, the factors that can influence the formation, suppression or growth of the ε-Cu 3 Sn layer are of great interest.It is still under discussion how to choose correctly the proper substrate or electrolyte for the electroplating of the Cu pads in order to eliminate the formation of the Kirkendall voids. For example, in literature there is a discussion whether the Kirkendall voids are formed on the bulky polycrystalline Cu substrates or electroplated foils.
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 1 Figure 1-36. SEM images of electroplated Cu/Sn-Ag couple after 3 days annealing at 190°C (a) and rolled Cu/Sn-Ag after 12 days annealing at 190°C (b) [Yang_1994]. A. Paul [Paul_2004] reports the formation of the Kirkendall voids after reaction in the polycrystalline Cu/Sn couple at relatively high temperature of 215°С for 225 hours (see Figure 1-30). K. Zeng et al. [Zeng_2005] report the formation of the Kirkendall voids just after reflow between electroplated Cu and Sn-Pb solder (see Figure 1-37a). The reflow peak temperature was given to be 220°C but the reflow time wasn't specified. The density of voids increases drastically after 3 days of annealing at 150°C (see Figure 1-37b).
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 1 Figure 1-37. FIB images of the: a) just reflowed electroplated Cu/SnPb joint; b) annealed at 150°C for 3 days [Zeng_2005].

Figure 1

 1 Figure 1-38. SEM images of the samples annealed for 3500 hours at 125°C. a) Pure Cu/Sn couple; b) Cu1.0at.%Ni/Sn couple; c) Cu10.0at.%Ni/Sn couple [Vuorinen_2007].

Figure 1 -

 1 Figure 1-39. a) nt-Cu/Sn-3.5wt.%Ag couple annealed for 1000 hours at 150°С [Hsiao_2012]; b) nt-Cu/Sn couple annealed for 24 hours at 260°C [Chiu_2014]. 4-3-3) Modeling of the phase growth and competition during solid-state reactions Nowadays, the standard model of the phase growth kinetics is well established [Gusak_ 2010].For the late stages of the solid state reaction, when the sufficient amount of reagents is present, the phase layer growth obeys the well-known parabolic law. Nevertheless, from 1970's the microelectronic industry provided new problems by operating with thin films. It was found that the intermediate phases could be suppressed partially or completely. Most successful theories of this type belong to U.Gӧsele and K.N.Tu [Gӧsele_1982] and A. M.Gusak and K.P. Gurov [Gusak_1982]. Nucleation issues, in terms of standard nucleation approach, but in application to solid state reactions, have been discussed by F. d'Heurle in 1986 [d'Heurle_1986].Let's review the general case of the growth of two phases (1 and 2) between two insoluble components (A and B). It can be done by considering the flux balance at three emerging interfaces (see Figure1-40a). The concentration profile of such system is given on Figure1-40b.
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Figure 1

 1 Figure 1-40. The principal scheme of the reaction couple A/B with formation of two intermediate phases 1 and 2 (a) and the concentration profile of component B through the system (b).
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 1 Figure 1-41. Morphology evolution of the η-phase grains during solid Cu/liquid tin reaction at 275°C for 3 min (a), 45 min (b) and 180 min (c) (the same magnification is given for three images) [Gagliano_2003].
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 1 Figure 1-42. Morphology evolution of the η-phase grains during solid Cu/liquid tin reaction for 20 minutes at different temperature. 250°C (a), 275°C (b), 300°C (c) and 325°C (the same magnification is given for three images) [Gagliano_2003].
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 1 Figure 1-43. Top view SEM image on the η-phase after 2 min of reaction between solid Cu and pure liquid Sn: formation of the faceted dendrites at 250°C [Suh_2008] (a) and formation of round the scallop-like dendrites at 240°C [Yang_2012] (b).

Figure 1

 1 Figure 1-44. The aspect ratio between grain height H and width D (H/D) of two individual grains and the average Cu concentration gradient (a); the average IMC thickness as a function of the reaction (reflow) time (b) [Huang_2014].
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 1 Figure 1-45. SEM micrographs showing the interfacial zone after Cu-Sn reaction for 64 minutes at 250°C (a) [Laurila_2005] and for 25 hours at 300°C [Su_1997].
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 1 Figure 1-46. Growth kinetic of the η-Cu 6 Sn 5 phase (a) and ε-Cu 3 Sn phase (b) in the temperature range 250-325 °C [Gagliano_2003].
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 147 Figure 1-47. Growth kinetic of the η-Cu 6 Sn 5 phase (a) and ε-Cu 3 Sn phase (b) at T = 240 and T = 280 °C [Yang_2012].M.L.Huang and F. Yang [Huang_2014] have conducted experiments with Sn-Ag-Cu solder balls of different size varying from 200 to 500 µm and demonstrated that the growth kinetics depends on the size of the solder balls. Figure1-48 gives the variation of the IMC layer thickness with time during reaction between Cu and Sn-3.0wt.%Ag-0.5wt.%Cu solder alloy (Figure1-48a) and Cu and Sn-3.5wt.%Ag solder (Figure1-48b). Authors have also proposed a model of growth called the concentration gradient controlled (CGC) model but as it can be seen from Figure1-48 in some cases it overestimates or underestimates the IMC growth rates in comparison with experimentally measured values.

  Figure 1-48 gives the variation of the IMC layer thickness with time during reaction between Cu and Sn-3.0wt.%Ag-0.5wt.%Cu solder alloy (Figure 1-48a) and Cu and Sn-3.5wt.%Ag solder (Figure 1-48b). Authors have also proposed a model of growth called the concentration gradient controlled (CGC) model but as it can be seen from Figure 1-48 in some cases it overestimates or underestimates the IMC growth rates in comparison with experimentally measured values.

Figure 1

 1 Figure 1-48. Variation of the IMC thickness with time during Cu/Sn-3.0wt.%Ag-0.5wt.%Cu reaction (a) Cu/Sn-3.5wt.%Ag reaction (b) at T = 250°С [Huang_2014]. 4-4-2) Modeling of the phase growth and competition during reflow (Cu/liquid Sn reaction)In their work A.M. Gusak and K.N.Tu [Gusak_2002] established a theory called Flux-Driven Ripening (FDR) theory that was called to model the growth of the IMC layer during the soldering reaction. Two important constraints were used in modeling the system:(i) The first one is the geometrical constraint meaning that the interface of the reaction stays constant. By assuming that the scallops have hemispherical shape (Figure1-49a), it means that the total surface of the growing scallops is equal to the double surface between scallops and copper substrate (in their model [Gusak_2002] neglected the formation of the ε-Cu 3 Sn phase). In fact, authors were considering the ripening process at which the growth of one scallop is happening at expense of other. As it can be seen from Figure1-49a the existence of the nanometric liquid channels (with width δ) between scallops was suggested, but the fracture of the channels total cross-section was considered to be negligible, so the total interface area between scallops and melt can be expressed as:

Figure 1

 1 Figure 1-49. (a) Schematic diagram of the cross section of an array of scallops on Cu substrate [Gusak_2002]. Here J in is an input flux of Cu from substrate, which is supplied by liquid channels of width δ, J out is a flux of "unused" Cu atoms which haven't been incorporated in building IMC phase; (b) Schematic dependence of Gibbs free energy on composition for Sn-Cu system where only the formation of η-Cu 6 Sn 5 intermediate phase is considered.

Figure 1 -

 1 Figure 1-50. Size distribution of Cu 6 Sn 5 scallops after (a) 30s, (b) 1 min, (c) 2 min, (d) 4 min and (e) 8 min reflow at T = 200°С. The solid curve corresponds to theoretical calculations from FDR theory [Suh_2008]. The curves are normalized by the average radius of the scallops <r>.

  Figure 1-51. Typical DS µm in diameter sitting in caviti holding for 10 min at 250°C an °C [Kang_2007].(a)
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 1 Figure 1-53. Heat flow 200°C, 88 flip chip solder balls

Figure 1

 1 Figure 1-55. Degrees of undercooling of solders of various sizes. Large (m =5 ± 1 mg,L), small (m = 2.5 ± 0.5 mg, S) and very small (0.5 ± 0.3 mg, VS) samples[Huang_2004].
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 2 Figure 2-1. Characteristic parameters of the sessile droplet.

Figure 2 - 2 .

 22 Figure 2-2. Classic sessile drop method: (a) an alloy prepared before wetting experiment; (b) in situ elaboration of an alloy (1) -initial configuration, (2) -dissolution of В in liquid А (Т m В > Т m А ), (3) -formation of the homogenous droplet over the substrate.

Figure 2 - 3 .

 23 Figure 2-3. Different stages of the droplet deposition by the dispensed drop technique.Once the liquid is formed inside the ceramic crucible the droplet is extruded through the thin capillary and then transferred to the substrate.

  -4a); transferring of the drop to the substrate (Figure 2-4b); the very initial stages of wetting with formation of the liquid bridge with capillary (Figure 2-4c) and detachment of the droplet from the capillary (Figure 2-4d).

Figure 2 - 4 .

 24 Figure 2-4. Different stages of the droplet deposition by the dispensed drop technique: a) extrusion of the droplet; b) droplet transfer; c) initial stage of spreading with formation of the liquid bridge; d) detachment of the droplet.

Figure 2 - 5 .

 25 Figure 2-5. Scheme of the alumina furnace.

Figure 2 - 6 .

 26 Figure 2-6. Scheme of the metallic furnace.

Figure 2

 2 Figure 2-7. Temperature calibration of (a) alumina furnace and (b) metallic furnace.

Figure 2 - 8 .

 28 Figure 2-8. High-speed camera Phantom Miro M310 involved in the study.

3- 5 )

 5 Muffle furnace Some of the alloys involved in the experimental part of this study were prepared inside the muffle furnaces Nabertherm LE1/11 (with inner dimensions 90 × 115 × 110 mm) and Nabertherm LE5/11 (with inner dimensions 200× 170 × 130 mm). The maximum operation temperature of these furnaces is 1100°C. The temperature control was verified by an additional K-type (chromel-alumel) thermocouple always placed close to the samples (1 cm far). It was found that the Nabertherm LE5/11 keeps good isotherm even at the low temperature of 200°C (the oscillations of the temperature were around 3°C) whereas the Nabertherm LE1/11 couldn't fulfill ideal isothermal conditions for the heat treatment at 200°С (the oscillations of the temperature were around 10°C). Both muffle furnaces could keep good isotherm (temperature oscillations less than 1°C) at temperatures higher than 500°C.3-6) Fast dipping experimental setupIn order to study the very initial stages of the solid-liquid reaction between metals we have designed the experimental setup shown on the Figure2-9 that is used for performing fast dipping experiments. These experiments consist in dipping of a substrate in a liquid bath for a given time.

Figure 2 - 9 .

 29 Figure 2-9. Experimental setup for the fast dipping experiments.

Figure 2 -

 2 Figure 2-10. Scanning Electron Micrographs of Sn-0.7wt.%Cu alloy after processing at 400°C under high vacuum.

Figure 2 -

 2 Figure 2-11. XRD scan of the bulk samples: (a) monoclinic Cu 6 Sn 5 and (b) orthorhombic Ag 3 Sn.

Figure 2 -

 2 Figure 2-12 gives the SEM micrographs in BSE mode of the cross-sections of asprepared Cu 6 Sn 5 (Figure 2-12a) and Ag 3 Sn (Figure 2-12b) alloys.It is seen that the bulk of Cu 6 Sn 5 alloy contains a lot of micrometric pores as well as some small elongated inclusions of another phase with maximum size of about 100 µm. These inclusions were not detected by XRD analysis which could be due to their small quantity. They could be either Cu or Cu 3 Sn phase. In its turn the Ag 3 Sn phase is homogenous and free of pores as can be seen from Figure2-12b.

Figure 2 Figure 2 -

 22 Figure 2-12 gives the SEM micrographs in BSE mode of the cross-sections of asprepared Cu 6 Sn 5 (Figure 2-12a) and Ag 3 Sn (Figure 2-12b) alloys.It is seen that the bulk of Cu 6 Sn 5 alloy contains a lot of micrometric pores as well as some small elongated inclusions of another phase with maximum size of about 100 µm. These inclusions were not detected by XRD analysis which could be due to their small quantity. They could be either Cu or Cu 3 Sn phase. In its turn the Ag 3 Sn phase is homogenous and free of pores as can be seen from Figure2-12b.

Figure 2 -

 2 Figure 2-13. SEM micrographs of the scalloped surface obtained after etching of tin in aged Cu-Sn sandwich sample for 2h at 350°C (SE mode).

Figure 2 -

 2 Figure 2-14. XRD scan of the powder obtained after braking of the Cu 3 Sn sample into powder.

Figure 2 -

 2 Figure 2-15 shows a SEM micrograph of the cross section of the prepared Cu 3 Sn alloy in BSE mode. It is seen that the sample contains large millimetric grains and does not contain inclusions of another phase. Nevertheless the cracks abundance observed in this sample points out the brittle character of the Cu 3 Sn intermetallic.

Figure 2 -

 2 Figure 2-15. BSE-SEM cross-sections of elaborated Cu 3 Sn sample.
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 3 Wetting of Cu, Ag and Cu-Sn and Ag-Sn intermetallic compounds by liquid Sn or Sn-Cu alloys 1) Introduction

Figure 3 -Figure 3 - 2 .

 332 Figure 3-1. Temperature-time profile during wetting of Cu substrate by liquid Sn (experiments without preheating of the substrate). (a) T = 250°C (2 drops); (b) T = 400, 500 and 600°C. T(°C) 250 300 400 500 600 θ(°) 35 35 30 27 26 27→0

Figure 3 - 3 .

 33 Figure 3-3. Temperature-time profile of experiments performed with preheating at 800°C for 1 hour. The deposition of Sn droplets on Cu substrate was made while cooling from 800°C and performing an isothermal holding of about 3 min at experimental temperature. Droplet deposition marked by ○.

Figure 3 - 4 .

 34 Figure 3-4. Variation with time of the contact angle (ο) and drop base diameter (∆) of the droplet at 400°C (a), 500°C (b) and 600°C (c) in Cu/Sn couple.

Figure 3 - 5 .

 35 Figure 3-5. Wetting of Cu by liquid Sn with preheating of the Cu substrate at 800°C for 1 hour. Variation of the initial measured contact angle θ i (in 40 ms) and final measured contact angle θ f with temperature (for the spreading time seeTable 3-1).

Figure 3 - 6 .

 36 Figure 3-6. Temperature-time profile of wetting experiment in Cu/Sn-7.8wt.%Cu alloy system at 390°C.

Figures 3 -

 3 c give the time dependence of the mean value of the contact angle (averaged out two values: "left side" and "right side" contact angle) in linear and logarithmic scale respectively for the 1 st drop (see Figure3-6). The dependence of the droplet diameter on time is given on the Figures3-7b,d in linear and logarithmic scale respectively. As it can be seen from this figure the very rapid spreading of the drop, with contact angle decreasing from 120 to about 30°, happened at the first 10 -2 s of spreading.

Figure 3 -

 3 Figure 3-7. Variation of the mean values of contact angle θ and drop base diameter d with time: in normal scale (a,c) and log-scale (b,d). Cu/Sn-7.8wt.%Cu alloy system at 390°C.

Figure 3 -

 3 Figure3-8 connects some peculiar experimental points with real time images taken during the wetting experiment. It can be seen that up to about (6-7)×10 -3 s the liquid neck exists between the drop and the capillary. Afterwards this neck breaks and the droplet spreads rapidly down to around 20° but then oscillates. Oscillation was not damped up to about 0.1s. An important point was verified in this case: the oscillations are linked to the variation in the contact angle and diameter of the deposited droplet (see. The maximum amplitude of the drop base diameter oscillation was around 1.5% of its equilibrium value measured at

Figure 3 - 8 .

 38 Figure 3-8. Oscillations of the deposition droplet of solder alloy Sn-7.8wt.%Cu on Cu substrate at 390°C.

Figure 3 - 9 .

 39 Figure 3-9. Oscillations resulting in the variation of the contact angle (blue line) and drop base diameter (red line) of the deposited droplet of solder alloy Sn-7.8wt.%Cu on Cu substrate at 390°C.
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 333 Figure 3-10. Variation o solder alloy Sn-7.8wt.%Cu dro 2-3-3-2) Wetting of Cu b The substrate preheating with subsequent deposition o performed additional annealin 500 and 390°C. Finally, we droplet at 390°C) without add 800 to 300°C that is about 40 m

  ature-time profile of wetting of Cu substrat 1 hour preheating at 800°C e variations of the contact angle and norma g wetting experiments. For the droplets de ) the contact angle measured, after liquid neck ual to the final contact angle measured at som for droplets deposited at higher temperatures (we ion of the droplets at fter deposition of the ng cooling time from rate by liquid Sn at malized droplet base deposited at lower eck collapse, at about ome seconds after the (600 and 500°C) the measured contact angle continues to decrease continuously and attains about 5° in 0.1 s at 600°C and 15° in 0.2 s at T = 500°C.

Figure 3 -

 3 Figure 3-12. Variation with time of the contact and drop base diameter during wetting by liquid Sn of Cu substrate preheated at 800°C under high vacuum at different temperatures: a) 600°C; b) 500°C; c) 390°C; d) 300°C.

Figure 3 -

 3 figure clearly shows that the spreading kinetics of liquid Sn and liquid Pb on Cu substrate are very similar. This fact strongly suggests that the spreading kinetics of liquid Sn on Cu surface from θ = 180° to θ = 30° in less than 10 ms corresponds to the rapid stage of non reactive wetting of Sn on the Cu surface.Note however that the Cu surface could be not exempted completely of oxide nanoparticles and thus the contact angle of about 30° corresponds to the equilibrium contact angle of liquid Pb or Sn on the composite surface (Cu + oxide nanoparticles).

Figure 3 -

 3 Figure 3-13. Variation with time of contact angle (a) and drop base diameter (b) during wetting of Cu by liquid Pb at 400°C and by liquid Sn at 390°C.

Figure 3 -

 3 Figure 3-14. Comparison of the drop base diameter change with time for Sn droplets deposited on Cu substrate at T = 300 to 600°C and Pb droplet deposited on Cu substrate at 400°C.

Figure 3

 3 Figure 3-16. SEM micrographs of the droplet deposited by dispensed drop technique at 250°C and subsequent isothermal holding for 11 min under 2×10 -7 mbar vacuum. General view (a), triple line configuration (b) and magnification of the section of the droplet at its central zone (c).

Figure 3 -

 3  Cross-section of the interface between tin droplet and copper substrate at 400°C after wetting experiment with preheating. The first measured contact angle is 28° and the final contact angle of 23° was reached after 1.5 s of spreading (see. The drop was maintained for 3 min at 400°C and then cooled (see.

Figure 3 -

 3  Cross-section of the interface between tin droplet and copper substrate at 300°C after wetting experiment with preheating.

3- 2 )

 2 Investigation of wetting of Cu 3 Sn by using a conventional camera 3-2-1) Experiments without preheating of the Cu 3 Sn substrate Figure3-19 gives the temperature-time profile for two sets of experiments during which 7 wetting experiments were performed at temperatures from 250 to 600°C.For T = 250°C and 300°C two wetting experiments were performed (1 st and 2 nd drop on Figure3-19a and 3 rd , 4 th drops on Figure3-19b).

Figure 3 -

 3 Figure 3-19. Temperature-time profile during two sets of experiments. Wetting of Cu 3 Sn substrate. by liquid Sn at different temperature.

   gives the spreading curves corresponding to the experiments performed at 250, 300 and 350°C. These curves show that the first measured contact angle values (in 40 ms) are very high for low temperatures: θ 0 =125 and 76° at 250 and 300°C respectively. Afterwards, the contact angle decreases rapidly to about 40° in about 10s. Finally a slow spreading stage is observed at 300°C down to θ = 30° in some minutes.The very high values of the first measured contact angle at 250°C (θ 0 = 125°C) corresponds undoubtedly to the equilibrium contact angle of liquid tin on an oxide surface. Indeed, it is well known that the equilibrium contact angle of non reactive liquid metals on oxide surfaces such as Al 2 O 3 , Cu 2 O, SnO 2 , MgO, SiO 2 … are as high as 120-140° [Eustathopulos_1999].The rapid decrease of the contact angle with time corresponds to the destruction of the native oxide layer by interaction with the liquid phase.The same comments are valid for the experiment performed at 300°C. At T = 400°C, the first measured contact angle in 40 ms is 37°, this value is close to those obtained at 250 and 300°C after some seconds of interaction between liquid Sn and substrate. We will discuss in the next section the physical meaning of this contact angle value (about 40°). Afterwards, the contact angle decreases from 37° to about 25° in about 5 minutes.Note that at T = 250 to 400°C, liquid Sn can react with Cu 3 Sn substrate and forms the interfacial reaction compound Cu 6 Sn 5 . While for T > 415°C, no reactive compound is formed between liquid Sn and Cu 3 Sn (see Figure1-22), only dissolution of Cu 3 Sn in liquid Sn occurs.
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 333 Figure 3-20. Variation of the contact angle and drop base diameter with time during wetting of Cu 3 Sn by liquid Sn at T = 250, 300 and 400°C without preheating. Contrary to the experiments performed at temperature lower than 400°C, the high temperature experiments show very low values of the first measured contact angle in 40 ms (θ 0 = 18° at 500°C and θ 0 = 8° at 600°C) and no spreading kinetics was observed in about 5 minutes.

Figure 3 -

 3 Figure 3-22. Temperature-time profile of wetting experiments with the Cu 3 Sn substrate. For all wetting experiments performed at 400, 500 and 600°C the spreading was instantaneous (in 40 ms) and no evolution of the contact angle was observed during 5 minutes. These first measured values of contact angles (in 40 ms) at different temperatures are summarized in Figure 3-23. Comparison of Figure 3-23 with Figure 3-21 clearly indicate the role of the preheating of the Cu 3 Sn substrate on the wetting kinetics as well as on the values of the final contact angles and thus the role of the surface deoxidation. For this reason, in the next section, wetting experiments followed by the rapid camera will be performed only on preheated Cu 3 Sn substrates.

Figure 3 -

 3 Figure 3-23. First measured contact angles in 40 ms (θ 0 ) versus temperature for the Sn droplets deposited on Cu 3 Sn substrate preheated at 600°C under vacuum (see Figure 3-22). The wetting is instantaneous (in 40 ms) and no evolution of the contact angle was observed during 5 minutes of isothermal holding.

Figure 3 -

 3 Figure 3-24. Temperature-time profile of wetting experiment with Cu 3 Sn substrate and liquid Sn at different temperatures after preheating at 600°C.

Figures 3 -

 3 26d,e,f give SEM micrographs of cross-section of the droplet/Cu 3 Sn sample at different magnification. These figures clearly show the continuous and not homogenous in thickness reaction layer of Cu 6 Sn 5 phase formed by reaction between Sn and Cu 3 Sn. The average thickness of the reaction layer was about 10 µm. 25. Spreading kinetics of Sn droplets on Cu 3 Sn substrates: variation with time of the contact angle and the drop base diameter at different temperatures: (a) 600°C, (b) 500°C, (c) 390°C, (d) 300°C.

Figure 3 -

 3 Figure 3-26. Top-view SEM images of Sn droplet on Cu 3 Sn substrate deposited at 250°C (a,b,c). Cross-section of the interface between tin droplet and Cu 3 Sn substrate at 250°C (d,e,f).

Figure 3 -

 3 Figure 3-29 gives cross sections of the droplet deposited at 600°C (corresponding to the 3 rd droplet of Figure 3-24). The reaction time at 600°C was about 8 min and the time during cooling from 600°C to 200°C is evaluated to be about 55 min. This figure clearly shows a strong dissolution of Cu 3 Sn substrate in liquid Sn (the limit solubility of Cu in liquid Sn at 600°C being very high -about 30wt.%).The solidification of the droplet from 600°C firstly leads to the precipitation of primary Cu 3 Sn particles (see Figure1-22). Afterwards, at T = 415°C the Cu-Sn system undergoes the peritectic transformation: Cu 3 Sn + liq → Cu 6 Sn 5 which leads to the formation of a Cu 6 Sn 5 layer around the primary Cu 3 Sn particles (see Note that, small precipitates of the η-Cu 6 Sn 5 phases were as well detected in the bulk of the ε-Cu 3 Sn substrate (see. This can be due to the Cu 3 Sn grain boundary wetting and penetration by the liquid Sn followed by the subsequent reaction between ε-Cu 3 Sn and Sn during cooling leading to the formation of the η -Cu 6 Sn 5 phase (see above).

  These micrographs clearly indicate once more the very good wetting of Cu 3 Sn substrate by liquid Sn as it was observed by wetting experiments.

Figure 3 -

 3 Figure 3-27. SEM micrographs of the Sn droplet deposited on the bulk Cu 3 Sn surface at 300°C.

Figure 3 -

 3 Figure 3-28. Cross-section of the interface between tin droplet and Cu 3 Sn substrate at 400°C for wetting experiment with preheating. No dissolution is detected in the vicinity of the triple line as in case of Cu and Sn at 400°C with preheating.

Figure 3 -

 3 Figure 3-29. Cross-section of the interface between tin droplet and Cu 3 Sn substrate at 600°C for wetting experiment without preheating. The infiltration of tin is detected in the bulk of Cu 3 Sn.

Figure 3 -

 3 Figure 3-30. Temperature-time profile of the wetting experiment with Sn-7.8wt.%Cu droplet deposition over bulk Cu 6 Sn 5 substrate at 390°C.

Figures 3 -

 3 b give the variation with time of the contact angle θ and drop base diameter d for droplets №1 and №3 respectively. Both figures show that the instantaneous contact angle decreases very rapidly to about 20° in less than 10 ms and afterwards it oscillates around this value. The same remark concerns the drop base radius (its maximum is attained in less than 10 ms, and then oscillates around this value).Thus, based on three different experiments, we can deduce that the equilibrium contact angle of the liquid alloy on Cu 6 Sn 5 surface is about 20°. This value is lower than one obtained on Cu surface and close to that obtained on Cu 3 Sn surface at the same temperature.

Figure 3 -

 3 Figure 3-31. Change of the contact angle θ and the drop base diameter with time for the Sn-7.8wt.%Cu droplets №1 (a) and №3 (b) deposited on Cu 6 Sn 5 substrate at 390°C.
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 33 Figure 3-32 gives some details over oscillations, i.e. of the variation of the contact angle (red circles, red line) and drop base diameter (blue triangles, blue lines) with time measured for the droplet №3. The peculiar moments of oscillation are pointed out and show that both contact angle and drop base diameter are varying during the oscillations. These oscillations practically disappear after about 1 s (see Figure 3-31).

  between the liquid droplets and Cu 6 Sn 5 substrate during cooling from 390°C to the Sn-Cu eutectic temperature (227°C) was about 35 minutes.

Figure 3 -

 3 Figure 3-33. Variation of the droplet height due to the infiltration of Sn-7.8wt.%Cu liquid alloy into the Cu 6 Sn 5 bulk for the droplet №1 deposited at 390°C. The base drop diameter remains practically constant during all the time.

  -35).

Figure 3 -

 3 Figure 3-34. Top view on three Sn-7.8wt%Cu droplets deposited on bulk Cu 6 Sn 5 substrate. The infiltration phenomena is detected with wetting of the grain boundaries. Droplets №1(a), 2(b) and 3(c). Droplets №1 was deposited on a separate substrate while droplets №2 and №3 were deposited on the same substrate.

  examination of Figures34a,bstrongly suggests that the infiltration takes place at least via the Cu 6 Sn 5 grain boundary wetting.

Figure 3 -

 3 Figure 3-35. Cross-section of the droplets №1 (a) and №3 (b) of solder alloy Sn7.8wt%Cu deposited on bulk Cu 6 Sn 5 substrate. The contact time at 390°C is about 35 min for droplet №1 and about 1 min for droplet №3. The liquid alloy Sn7.8wt%Cu of the droplet №1 completely infiltrated into the substrate and large Sn particles are detected in the Cu 6 Sn 5 bulk.

Figure 3 -

 3 Figure 3-36. Temperature-time profile during wetting experiment with pure liquid Sn droplet deposition over the bulk Cu 6 Sn 5 substrate at 390°C.

Figure 3 -

 3 Figure 3-37. Change of the contact angle and the drop base diameter with time for pure liquid Sn droplet deposited on the bulk Cu 6 Sn 5 substrate at 390°C.As in the previous case of wetting of Cu 6 Sn 5 by the liquid Sn-7.8wt.%Cu alloy, the equilibrium contact angle of pure liquid Sn on Cu 6 Sn 5 surface is about 20°.The complete infiltration of the liquid Sn inside the Cu 6 Sn 5 bulk (see Figure3-38) was also detected in this case (after 30 min of contact) as in the case of deposition of Sn-7.8wt.%Cu over the bulk Cu 6 Sn 5 substrate.Indeed, the droplet is not detected on the cross-section of the sample and tin particles are detected inside the bulk Cu 6 Sn 5 substrate. As in the case of Sn-7.8wt.%Cu/Cu 6 Sn 5 couple, the Cu 6 Sn 5 grain-boundaries are wetted by liquid Sn only underneath the drop but also all over the substrate (see.The same considerations as in the Sn-7.8wt.%Cu/Cu 6 Sn 5 system are valid here, moreover the substrate dissolution in liquid Sn should be higher than in the Sn-7.8wt.%Cu alloy.

Figure 3 -

 3 Figure 3-38. SEM micrographs of the sample liquid Sn/Cu 6 Sn 5 substrate held at 390°C for 20 minutes. (a) cross-section, (b) top-view, (c) enlargement of the zone indicated by a red rectangle in (b).

  4-4) ConclusionsWetting experiments of liquid Sn and Sn-7.8wt.%Cu alloy on flat Cu 6 Sn 5 substrate at 390°C have been performed for the first time by the dispensed drop technique.

Figure 3 -

 3 Figure 3-39. SEM micrograph of the scalloped surface produced after etching of tin after Cu/Sn reaction at 350°C for 2 hours (SE mode).
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 3 Figure 3-40. Temperature -time profile for wetting experiments in liquid Sn/Cu 6 Sn 5 scalloped surface system performed at 280°C (a) and 390°C (b).

Figure 3 -

 3 Figure 3-41. (a) Top-view SEM image taken after spreading of the liquid tin over rough scalloped Cu 6 Sn 5 surface at 280°C (droplet 1, Figure 3-40a); (b) Top-view optical image taken after spreading of two droplets of the liquid tin over rough scalloped Cu 6 Sn 5 surface at 390°C.

Figure 3 -

 3 Figure 3-42. Variation with time of the contact angle and the drop base diameter of the 1 st droplet deposited at 390°C over the scalloped Cu 6 Sn 5 surface (see Figure 3-40b).

Figure 3 -

 3 Figure 3-43. Temperature-time profile of wetting experiments of Ag and Ag 3 Sn substrates by liquid Sn at 400°C and 300°C after 1 hour preheating at 450°C. 6-2) Wetting of Ag substrate by liquid Sn Figure 3-44 gives the spreading kinetics of liquid Sn droplets on Ag substrate at 300°C and 400°C.
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 3 Figure 3-44. Variation with time of the contact angle θ and the drop base diameter d of Sn droplets deposited on Ag substrate at 300°C (a) and 400°C (b).

Figures

   shows that at 300°C the spreading of liquid Sn occured very rapidly and the contact angle decreased down to about 25° in less than 10 ms. Afterwards the liquid drop oscillated around the final contact angle (≈ 20°) and these oscillations disappear practically after about 1 s. As in the previous sections, we can conclude here that the equilibrium contact angle of liquid Sn on Ag at 300°C substrate is about 25°.In the case of wetting experiment performed at 400°C the same behavior of the variation with time of contact angle and drop base diameter as at 300°C was observed for spreading times lower than about 10 ms, and the contact angle of about 20° is attained in less than 10 ms. However, contrary to the experiment at 300°C, here the drop continued to spread even after 10 ms but with a much lower spreading rate than for time lower than 10 ms. The contact angle decreased from 20 to 10° in about 1 s. The average spreading rate for t < 10 ms was V 1 = (dR/dt) 1 ≈ 0.14 m/s whereas for 10 ms < t < 2 s the spreading rate was several orders of magnitude lower: V 2 = (dR/dt) 2 ≈ 3.5×10 -4 m/s; here r = d/2 is the drop base radius.In section 6-4 we will discuss the differences between spreading kinetics at 300°C and 400°C as well as the large decrease in spreading kinetics at 400°C at time around 10 ms. give SEM micrographs of Ag/Sn sample from wetting experiments performed at 300 and 400°C. It is seen that the tin droplet had a perfect circular form in both cases. These figures show that in both cases a continuous reaction layer, identified as Ag 3 Sn phase, was formed at the interface. It is clearly seen that the Sn droplet at the triple line is situated above the Ag 3 Sn reaction layer. Moreover, for experiment performed

Figure 3 -

 3 Figure 3-45. SEM micrographs of the tin droplet deposited over the Ag substrate at 300°C. Top view (a) and cross-sections (c,d,e).

Figure 3 -

 3 Figure 3-46. SEM micrographs of the tin droplet deposited over the Ag substrate at 400°C. Top view (a) and cross-sections (c,d,e).

3 )

 3 Wetting of Ag 3 Sn substrate by liquid Sn.

Figure 3 -

 3 Figure 3-47. Variation with time of the contact angle θ and drop base diameter of Sn droplets deposited on Ag 3 Sn substrate at 300°C (a) and 400°C (b).

Figure 3 -

 3 Figure 3-48. SEM micrographs of the tin droplet deposited over the Ag 3 Sn substrate at 300°C. Top view (a), cross-section (b,c).

Figure 3 -

 3 Figure 3-49. SEM micrographs of the tin droplet deposited over the Ag 3 Sn substrate at 400°C. Top view (a), cross-section (b,c).6-4) DiscussionComparison of shows two significant differences in spreading kinetics of Sn droplets on Ag 3 Sn and Ag substrate:-The contact angle attained in about 10 ms (noted θ°) on Ag 3 Sn substrate is lower than that on Ag: at T = 300°C θ 0 Ag = 25 0 and θ 0 Ag3Sn = 15°; at T = 400°C θ 0 Ag = 20 0 and θ 0 Ag3Sn = 10°; -At T = 400°C, after t = 10 ms no spreading occurs on Ag 3 Sn substrate, i.e. the final contact angle (θ f Ag3Sn ) remains equal to the initial contact angle (θ o Ag3Sn ). On the contrary, for Ag substrate at T = 400°C, spreading of the drop continues even after t = 10 ms with a spreading rate much lower than before and the contact angle varies from θ 0 Ag (t ≈ 10 ms) = 20° to a final contact angle θ f Ag (t ≈ 1s) = 10°.Thus, at T = 400°C, the final contact angle observed on Ag substrate (10°) is equal to the final contact angle on Ag 3 Sn substrate.From these results we can propose the following scenario for the wetting of Ag substrate at 400°C (see Figure3-50):

Figure 3 -

 3 Figure 3-50. Schematic presentation of reactive wetting of Ag substrate by liquid Sn with formation, at the interface, of a Ag 3 Sn reactive layer better wetted than the unreacted Ag substrate.

Figure 4 -

 4 Figure 4-1. Schematic presentation of a solid Cu/liquid Sn diffusion couple in the initial configuration just after dipping of a Cu plate in the liquid Sn (a) nucleation and growth of Cu 3 Sn and Cu 6 Sn 5 layers at the interface during reflowing process -Sn being in the liquid state (b) and after solidification of Sn (c). Time-temperature profile of the simplified reflow process showing the undercooling extent of the liquid Sn (d).

Figure 4 - 2 .

 42 Figure 4-2. Scheme of the dipping experiment.

  t = 168 ms Figure 4-3. Control of the dipping speed. The piston makes its motion cycle with a period of 130-170 ms, resulting in the dipping speed of 0.32-0.4 m/s. List of the characterized samples that undergone dipping experiments and the respective reaction time between solid Cu and liquid Sn at 250°C.

Figure 4 -

 4 Figure 4-4. a) Schematic indication of the reaction spots over the Substrate 1; b) optical image of the Substrate 1 with indication of the sample spots A-F and dipping direction.

Figure 4 -

 4 Figure 4-5. a) Schematic indication of the reaction spot over the Substrate 2; b) optical image of the Substrate 2 with indication of the spot Z and dipping direction.

Figure 4 - 6 .

 46 Figure 4-6. The SEM-FEG micrographs in the BSE (a) and SE (b) modes showing the cross-section on the reaction spot A corresponding to the shortest reaction time (less than 1 ms). The single layer is seen above the Cu.

Figure 4 -

 4 Figure 4-7. The SEM-FEG micrograph in the BSE mode showing the cross-section on the reaction spot B (reaction time between 1 and 1.5 ms) and reaction spot C (reaction time between 2 and 2.5 ms). The layer becomes thicker and no voids are seen between reaction layer and tin.

Figure 4 -

 4 Figure 4-8 gives the micrographs of the reaction zone on the spot D. As the time of the reaction was more than 10 ms the reaction layer became clearly scallop-shaped. The SE mode study reveals the presence of voids between the reaction layer and the Cu substrate (see Figure 4-8b).

Figure 4 - 8 .

 48  and SE (b) mode showing the crosssection on the reaction spot D (reaction time between 10 and 13 ms). Two important features emerge at this reaction duration: the morphology of the reaction layer becomes scallop-like and voiding is detected to appear at the interface between reaction layer and Cu.

Figure 4 - 9 .

 49 Figure 4-9. The SEM-FEG micrograph in BSE (a) and SE (b) mode showing the crosssection on the reaction spot E (reaction time between 15 and 19 ms).

Figure 4 -

 4 Figure 4-10. The SEM-FEG micrograph in BSE (a) and SE (b) mode showing the crosssection on the reaction spot F (reaction time between 30 and 38 ms).

Figure 4 -

 4 Figure 4-11. The SEM-FEG micrograph in BSE mode showing the cross-section on the reaction spot Z (reaction time around 1 s).

  /c1, a = 1.1020 nm, b = 0.7282 nm, c = 0.9840 nm, α = γ = 90°, β = 117.4°.

Figure 4 -

 4 Figure 4-12. The Cu/liquid Sn interface (spot A, reaction time around 1 ms) by TEM.The TEM analysis (see Figure4-13) of the thin reaction layer shows that it corresponds perfectly to the η* structure type (see. It was attentively checked that diffraction patterns do not correspond at all to the Cu 3 Sn basic structure or Cu. The number of the grains checked individually was equal to 10. As far as η and η´ are superstructures of η*, the calculated diffraction patterns differ by the presence of superlattice spots between the fundamental reflections of η* [Larsson_1995]. As the analyzed grains of the thin layer are very small, the diffraction patterns were obtained by converging electron beam in the grains. The obtained experimental patterns consist of large spots, whereas no supperlattice spots were detected. Therefore, no superstructure could be pointed out although some ordering could exist.Note that when the grains are smaller than 100 nm a selection area aperture cannot be used and the nano-beam diffraction is carried out. This method gives a rather uniform intensity for the diffraction patterns that makes difficult the distinction between different compounds. Moreover, in the diffraction patterns, some spots that are forbidden (structure factor = 0) are present due to the dynamic scattering effects. Thus, the comparison is still more difficult.The crystal structure of the free-standing individual scallops above the thin reaction layer has also a perfect match with the basic η* structure type and this was verified on three individual scallops (see Figure4-14 for the representative case). No supperlattice spots were detected for the scallops.To check the chemical composition of these reaction layers and scalloped grains the EDX analysis with a beam size 2-3 nm (which is smaller than the size of the crystals in the thin reaction layer and free-standing scallop-like crystals) was held. As it can be seen on the Table4-3, four individual scalloped grains and 5 spots in the reaction layer were probed by the electron beam. Note that no standard samples were used to get quantitative analyses. The composition of the scalloped grains was assumed to be the theoretical Cu 6 Sn 5 composition. A mean Cliff Lorimer factor was deduced and used to determine the composition of the thin

  3, four individual scalloped grains and 5 spots in the reaction layer were probed by the electron beam. Note that no standard samples were used to get quantitative analyses. The composition of the scalloped grains was assumed to be the theoretical Cu 6 Sn 5 composition. A mean Cliff Lorimer factor was deduced and used to determine the composition of the thin (slightly higher amount of Cu is found in the thin layer. It could be due to the proximity of the Cu phase.

Figure 4 -

 4 Figure 4-13. TEM image (a) and diffraction pattern (b) of the individual grain in the thin reaction layer. The crystal belongs to the η* basic phase (c). (Spot A, reaction time around 1 ms).

Figure 4 -

 4 Figure 4-14. TEM image (a) and diffraction pattern (b) of the individual scallops above the thin reaction layer. The crystal belongs to the basic Cu 6 Sn 5 phase η* (c). (Spot A, reaction time around 1 ms).

Figure 4 -

 4 15 gives a general view on the Cu/Sn interface on the reaction spot B that was studied by TEM. Due to the difficulties with the lamella preparation in this case only three individually scalloped crystals were analyzed. Still all of the scalloped crystals have a crystalline structure corresponding to the η* basic Cu 6 Sn 5 phase (see. No superlattice spots were observed.

Figure 4 -

 4 Figure 4-15. General view at the interface on the reaction spot B (reaction time 1-1.5 ms). The scallops are seen above the Cu layer while the thin reaction layer is could not be easily distinguished.

Figure 4 -

 4 Figure 4-16. TEM image (a) and diffraction pattern (b) of the individual scallops above the thin reaction layer. The crystal belongs to the η* basic Cu 6 Sn 5 phase (c). (Spot B (reaction time 1-1.5 ms).

Figure 4 -

 4 Figure 4-17. TEM image (a) and diffraction pattern (b) of a grain in the thin reaction layer. The crystal belongs to the η* basic Cu 6 Sn 5 phase (c). (Spot B (reaction time 1-1.5 ms).

Figure 4 -

 4  General TEM image of the interface on the reaction spot E (reaction time 15-19 ms). The scallops are seen above the thin reaction layer. A chain of pores is also seen between the scallops and the thin reaction layer.

Figure 4 -

 4 Figure 4-19. TEM image of the interface on the reaction spot E (reaction time 15-19 ms). The scallop-like grain is adjusted to the ″tiny grain″ in the thin reaction layer (a). Both of them (c,d,e) have the same crystal structure of the η* basic Cu 6 Sn 5 phase and the same orientation <011>), most obviously being the same crystal. Another small grain (b) just below the large scallop-like grain is a Cu grain (f,g).

  When the reaction time was increased to about 1 s, the classical reaction products formed during soldering process were detected at the interface between Cu and Sn based alloy: (i) the scalloped Cu 6 Sn 5 phase (with a grain height up to 500 nm) on the Sn side and (ii) a thin and continuous layer about 100 nm thick composed of small rectangular grains (of almost the same size of 100 nm), with a crystal structure that corresponds perfectly to the basic orthorhombic Cu 3 Sn crystal structure. This statement was verified for 6 large scallopedgrains and 5 tiny grains in the thin layer. The scalloped grains demonstrate the basic η* Cu 6 Sn 5 structure except one grain, in which superlattice spots were observed (Figure4-20).

Figure 4 -

 4 Figure 4-20. TEM image of the Cu/Sn interface after about 1 s reaction at 240°C (spot Z) showing the η -phase scalloped-grain on the Sn side and the ε phase on the Cu side (a). The scallop-like grain above the thin layer is a Cu 6 Sn 5 phase, whereas (diff2) is a superstructure of η* (b,c) and all the grains in the thin layer correspond to the basic Cu 3 Sn structure (d,e).

Figure 4 -For

 4 Figure 4-21. Model syst solid Cu/liquid Sn interface an through the solid Cu/liquid Sn free energy formation of (Sn,C compounds at T = 523K ind equilibrium (---). References s [Dinsdale_1991, Shim_1996]. For the fluxes of Cu ato intermetallic phases (evidently following expressions [Gusak_ Ω

4 - 6 )

 46 For the estimation of exact values of R* we need to find values of l/ε c , workPaul et al. [Paul_2011] measured experimentally the value of integrated diffusion coefficients for ε-phase (the product ε eq

Figure 4 -

 4 -22 in the form of G-HSER [Dinsdale_1991].All details concerning calculations of G l (c) dependence as well as calculations of G η and G ε are given in Appendix 2. From Appendix 2 we obtain at T = 523K: 23 gives the calculated variation of the Gibbs free energy of formation (G 0 ) of (Cu,Sn) liquid phase as a function of molar fraction of Cu as well as the Gibbs free energy of formation ε-Cu 3 Sn and η-Cu 6 Sn 5 compounds and pure solid Cu.By simple calculation using common tangent rule (see Figure4-22) we found the values l/ε c = 0.03152 and l/η c = 0.02277.

Figure 4 -

 4 Figure 4-22. Thermodyn energy of formation (G 0 ) of (C Gibbs free energy of format Reference states G-HSER: F Shim_1996].

Figure 4 -

 4 Figure 4-23. Variation channels size (δ) inside η phas 3-2-3) Conclusions So, our crude evaluation by η-Cu 6 Sn 5 phase after mean we can expect beginning of vo could be supported by experim Cu 3 Sn phase was detected only the η-Cu 6 Sn 5 phase had reache Cu plate dipped for 1 s).

Figure 4

 4 Figure 4-24. Schematic formation of the first compoun B/1 interface with a rather cyli Let consider the kinetics interface 1/B, realized due to model assumptions are the foll 1) Diffusion in the 2) Diffusion of com are moving along 1/2 interface simplicity the diffusion coeffic considered identical and equal 3) Diffusion along boundary; excess of B compo boundary 2/B lead to the grow along the normal direction. 4) Local interface supersaturation on the boundar

  phase 1 and Ω interface (Figure 4-24). 7) Let us mark our + dl. Balance of incoming and 114 atic presentation of the interfacial A/B sys und 1 as a continuous layer of thickness ∆x 1 an cylindrical lens-type form.

  [Pasichn he motion of interface 1/2 in explicit form, assu ction symmetrically. For now we consider the odel [Pasichnyy_2005], excessive material ma o may diffuse through phase layer 1 and rea e phase competition for material needed for co diffusion outflow to the boundary 1 is the diffusion coefficient in the p Ω is the atomic volume. The coordinate x is ur elementary area of the boundary with coord nd outgoing flows (in the frame of reference co system showing the and of phase 2 at the of a stripe along the 2 and 2/B. The main frozen. of the island: atoms B rface. For the sake of ing interfaces will be c(l) along the phase component A ∆x 1 is the is taken x = 0 at 1/B rdinate of borders l, l connected with given elementary area) on this are conservation of

Figure 4

 4 Figure 4-25. Schematic p phase 2 (thickness δ, width W) fluxes. In continuous form the e D Simple algebraic transfor 2 ∂

Figure 4 -

 4 Figure 4-26. Schematic A,B solid solutions and compo ) and equilibrium concentratio In Eq. (4-13), ch designa Full solution of equation

  variation of the Gibbs free-e pounds 1 and 2, indicating the indicating the st tions.nates the cosine hyperbolic function: chx = (e + on (4-10) leads to: x is Figure4-24) should ere ∆с 2 = c 2/Bc 2/1 is the equilibrium with and phase 1 (c 1/B ) 6). That is why the contact+x + e -x )/2.

4 .

 4 Corresponding values of L ε and e ε deduced from Eq.(4)(5)(6)(7)[START_REF] Bibliographie | [END_REF][START_REF]Etude et caractérisation d'interconnexions intermétalliques à partir de plots de cuivre et d'alliages Sn-Ag-Cu pour l'empilement tridimensionnel de composants actifs[END_REF](10)(11)(12)(13)(14)(15)(16)(17)(18)(19)(20) for different values of the parameter δD int .
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 4 Figure 4-27. Heating and 4-3) Experimental results Figure 4-28 presents Sc interfaces after the dipping exp and Cu substrate (Figure 4-28 cases, the interfacial reaction formation of a scallop-like in formation of intermetallic com widely studied in literature (see reaction layer is composed of on the solder side (see also characterization of intermetalli
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 4 Figure 4-29. DSC curve and solidification peaks when t Figure 4-30 shows the h 0.7wt%Cu alloy structure w temperatures of the heating c 0.7wt.%Cu alloy is the same temperature does not practical curve of Figure 4-30 shows t These undercooling degrees ar pieces (about 45-60 K). Thes contact with the solder alloy d strongly suggest that in the ca

Figure 4 -

 4 Figure 4-32. DSC curves of 1 sample of the Sn-0.7wt.%Cu alloy/Cu sandwich structure showing the melting and solidification peaks when the heating and cooling regime B is applied 10 times.

Figure 4 -

 4 Figure 4-33. Nucleation contact angle θ < 90° (a) and Standard calculations le barriers for heterogeneous ( ∆G temperature (and, therefore, the

  tin on the igher than 90°. = (γ lηγ sη )/γ sl, where scallop (η phase): ratio of nucleation ion, taken at the same endent which can be energy of liquid tin h as 200 K occurs + γ sη < γ lη ), making ble.

  distance d between the centers of the spherical cap and spherical particle is:

Figure 4 -

 4 Figure 4-34. Schematic p spherical particle of η-Cu 6 Sn 5

Figure 4 -

 4 Figure 4-35. Schematic p spherical particle (radius r).

  of decrease of the nucleation b barrier like dependence on r. This dependence. It means that among all si ific size is optimal.the solid nanoparticle at which the

Figure 4

 4 Figure 4-36. Schematic p spherical cavity of η-Cu 6 Sn 5 ph

  regardless the values of θ and r). Th curved interface of a solid particle is always ea the undercooling for nucleation in the cavity ce.

  the easier than that at the ity should be smaller

Figure 4

 4 Figure 4-37. Calculated or a shell at an interface with driving force (the same unde catalyst particle.
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 4 Figure 4-38. a) Geomet solid/η interface-grain bounda π/2α); c) centre of curvature The nucleation barrier ca

Figure 4 -

 4 Figure 4-39. Phase fieldsVarying the angle betwe one may try to observe the pha the atomic size, ρ min = a.Note also that the shape p

Figure 4 -

 4 Figure 4-40. Formation with geometrical factor a ( ) ( )

  geometrical factor on a flat surf ), as a function of contact angle θ for representa ohnson_1975].n about which nucleation regime is more ener oundary -cylindrical shape embryo or nuclea e performed simple numerical calculation. Thes lowing data: T m = 505 K, q =1.168•10 -20 J•at -1 , J at -1 ) and γ sl = 0.074 J•m -2 and θ = 32° corre ndercooling in the case of nucleation on the mi ted as α (instead of θ

  on the stepese calculations have, Ω at = 2.7•10 -29 m 3 , rresponding to ∆T homo microgroove.

Figure 4 -

 4 Figure 4-42 gives the dep angle (η GB = 2α in the case nucleation). As can be seen fr inside the groove) provides lo misorientation angle (η GB = 2 contact angle θ.

Figure 4 -

 4 Figure 4-42. Dependenc (η GB = 2α or η).

  angle of the step η (section 4 an undercooling value higher planar undercooling values ∆ value in the case of regime B section 4-4-2, the calculated va the contact angle θ depend on calculated values of r cavity , η GB these parameters for two differ K (the highest undercooling v 134 dependence of the nucleation critical barrier on ase of the grain boundary nucleation or η in from Figure4-42, the spherical shape of nucl lower nucleation barrier than the cut cylinder 2α or η). This conclusion is true regardless o nce of the nucleation critical barrier on the m e two independent evaluations for each case (

  190 K, ∆T gb = 5 K and θ = 3 groove η GB = 2α = 122.6°. the misorientation angle η of the step we can angle of the groove that any remaining Cu 6 Sn 5 phase particle in th roove with angle η GB = 2α less than 122.6° if t calculated values of curvature radii of cavities of the groove η GB = 2α (section 4-4-6-1) and 4-4-6-2), beyond which the heterogeneous nu er than ∆T B , depend on homogeneous underc ∆T planar (∆T B designated here as the experim e B -interrupted melting peak). Indeed, as it values of the solid-liquid interfacial energy γ sl on ∆T homo and ∆T planar values. In order to evalu B and η with ∆T planar and ∆T B , we have perform ferent values of ∆T planar and ∆T B and a fixed val g value of ∆T homo found in literature [Turnbull on the misorientation in the case of step ucleus at the step (or der, regardless of the s of the values of the This value is e η GB = 2α = 122.6°, the ″almost molten″ if the undercooling is ies r cavity (section 4-4nd the misorientation nucleation occurs for ercooling ∆T homo and imental undercooling it was mentioned in sl as well as those of luate the variation of ormed calculations of value of ∆T homo = 190 ull_1950].
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 5 Figure 5-1. SEM micrograph of the Cu/Sn and ε-Cu 3 Sn/Sn couple interfaces after 10 min (a, b), 30 min (c, d), 120 min (e, f) and 480 min (g, h) of reaction at 250°C.

Figure 5 - 2 .

 52 Figure 5-2. Typical SEM micrographs of the cross section of the Cu/Sn couple (a) and ε-Cu 3 Sn/Sn (b) couple along more than 0.5 mm of the interface, after isothermal holding at 250°C for 2h.

  . Average values of the ε-Cu 3 Sn and η-Cu 6 Sn 5 layers formed at the Cu/Sn interface and of η-Cu 6 Sn 5 layer formed at Cu 3 Sn/Sn interface after different isothermal holding at 250°C.

Figure 5 -

 5 Figure 5-3. (a) Thickness (e) of the η-phase and ε-phase for the Cu/Sn diffusion couple and thickness of the η-phase for the Cu 3 Sn/Sn diffusion couple as a function of the square root of time. The straight lines represent the linear fit of the data for e = kt 1/2 . (b) Thickness of the η-phase for the Cu/Sn and Cu 3 Sn/Sn diffusion couples as a function of the cube root of time. The straight lines represent the linear fit of the data for e = kt 1/3 .

Figure 5 -

 5 Figure 5-4. (a) Schematic presentation of variation of Cu concentration through the solid Cu/liquid Sn and (b) through the Cu 3 Sn/liquid system. (c) Schematic presentation of variation of the Gibbs free-energy formation of (Sn,Cu) liquid phase, (Cu,Sn) solid phase and η-Cu 6 Sn 5 and ε-Cu 3 Sn compounds at T = 523 K indicating the stable equilibria (__) and the metastable liquid/ε equilibrium (---). References states: stable states at 523 K (pure liquid Sn and pure solid Cu) [Hodaj_2014, Shim_1996, Dinsdale_1991]. 2-3-2) Reaction of Cu with liquid Sn occurs by Cu penetration through the liquid intergranular channels of η-phase a) Cu/Sn couple: simultaneous growth of two phase layers (ε ε ε ε and η η η η).In some studies, it is shown that the much faster growth kinetics of the η-Cu 6 Sn 5 compared to that of ε-Cu 3 Sn phase, is due to the fact that during the reaction between molten solder and copper, the growth of Cu 6 Sn 5 scallops takes place at the solder/metal interface by rapid liquid state diffusion through nanometric liquid channels between Cu 6 Sn 5 scallops, leading thus to a rapid growth rate of this phase[Kim_1996].In order to evaluate the evolution of the average scallop size (see Figure 5-5a) we use a simplified version of FDR model developed in Ref. [Gusak_2002]. We assume that: i) All scallops have the same size a = H = R (see Figure 5-5b), where a and H are the average values of the base radius and height of a η-scallop respectively (a = h = R in the case of a semispherical-form);ii)The liquid is homogeneous in concentration and already saturated by copper for X > R and a constant concentration gradient exists in the liquid phase (channels) from the top of the liquid/η interface (X =X lη ), where the copper concentration corresponds to the liquid/η equilibrium concentration (C lη ) to the ε/η interface at the bottom of the channels (X = X εη ), where the copper concentration in the liquid channels corresponds to the liquid/ε metastable equilibrium (C lε ) -see 

Figure 5 -

 5 5a) we use a simplified version of FDR model developed in Ref. [Gusak_2002]. We assume that: i) All scallops have the same size a = H = R (see Figure 5-5b), where a and H are the average values of the base radius and height of a η-scallop respectively (a = h = R in the case of a semispherical-form);

Figure 5 - 5 .

 55 Figure 5-5. Model system: (a) Schematic morphology of η-Cu 6 Sn 5 phase formed at the solid Cu/liquid Sn interface. (b) Simplified schematic morphology of η-Cu 6 Sn 5 phase formed at the solid Cu/liquid Sn interface (a = H = R). (d) Schematic presentation of variation of Cu concentration through the solid Cu/liquid Sn and (d) through the Cu 3 Sn/liquid system considering that liquid channels exist inside the η-Cu 6 Sn 5 layer.

  diffusion coefficient in ε-phase, melt Cu D is the diffusion coefficient of Cu in liquid Sn-Cu solution, l/ε

Figure 5 -

 5 Figure 5-6. (a) Typical D Simple reflow process. (b) Soli Reflow process followed by a flow-time (d) curves).

Figure 5 -

 5 Figure 5-7. SEM micro dipping experiments, i.e., after after a reflow process (b).

Figure 5 -

 5 Figure 5-8. SEM micro liquid alloy interface and Cu/ (b), 16h (c) and 32h (d) by usi Sn-Cu alloy) and regime II (so

Figure 5

 5 
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 59 Figure 5-9. Average thic Sn-Cu liquid alloy and Cu/Sn root (b, c) and the cube root (d Note that in the case of C certain way from Figure 5-9b a or (5-24b) corresponds better t that the curve corresponding experimental results (Figure 5 law was chosen. From Eqs. (5-25) and (5 η ε
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 555 Figure 5-10. (a) Schema Cu/solid Sn-Cu alloy and Cu/ continuous layer of ε-Cu 3 Sn variation of the Gibbs free ene η-Cu 6 Sn 5 and ε-Cu 3 Sn comp equilibria as well as the chem (c) Schematic variations of c Cu/liquid Sn-Cu alloy interfaci Figure 5-11 gives the ca (Sn,Cu) liquid phase and (Cu,S

  by Görlich et al. layer in the Cu/liquid per through the grain on coefficient D GB of Görlich_2005], to the fusion coefficient of here has not been any experimental proof of existe between the Cu substrate and l
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 5 Figure 5-12. Temperatu Cu/Sn-Cu alloy sample that u isothermal aging for 16h at 210°C).

Figure 5 -

 5 Figure 5-13 gives SEM after one reflow (Figure 5-13 (Figure 5-13d). For compariso 5-13a) and sample* (Figure 5-Comparison of Figure 5reflowed sample, the Cu 6 Sn 5 l to the reduction in the interfaci

Figure 5 -,

 5 Figure 5-15. Model sys formed at the solid Cu/liquid formation of liquid channels scallops of η-Cu 6 Sn 5 phase formation of cylindrical liquid penetrated in the same way.

D

  V Sn and V η are the molar volume of the ε-Cu 3 Sn, liquid Sn and η-Cu 6 Sn 5 phase respectively (in m 3 per mol of atoms), is the diffusion coefficient of Cu in liquid Sn-Cu alloy, c lε and c lη are the equilibrium concentration of Cu at the liquid/ε and liquid/η interface respectively (see Figure5-10) and c η = 6/11 is the copper concentrations in η-Cu 6 Sn 5 and de η /dt is the growth rate of η-Cu 6 Sn 5 layer.

  . with c η = 6/11 and V Sn = 1.7×10 -5 and V η = 1.1×10 -5 mole of atoms per m 3[Song_2004] gives:

  interesting to note that, for a given liquid Sn-based alloy, Eq. (5-40) clearly indicates that the ratio δ δ δ δ/h depends only on temperature, as it is the case for liq Cu D , k η , c lε and all the triple line junctions are penetrated in the same way (Figure 5-15c)

k

  r is the average radius of cylindrical liquid channels. Eqs. and (5-41) lead to: is a growth constant of the η-phase in m 3 •s -1 that can be determined experimentally. From Eq. (5-43) we obtain:

  to estimate the thickness of liquid channels δ δ δ δ in case (a) -Figure5-15b and the average radius r of cylindrical liquid channels in case (b) -Figure5-15c. These applications will be performed for T = 222°C but also for T = 250°C by using experimental
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 5 Figure 5-16. Schematic showing the formation of a th form layer of η-Cu 6 Sn 5 phase ( phase island between two para The change of Gibbs free ( )

  R-dependence of Gibbs free energy: not even needed, and channel will ent of walls till the width reaches the mentioned el predicts the operating width of the liquid cha at the bottom of the , δ 1 + δ 2 = δ, being grain-boundary (and ortant).n interfacial system yer and a scallopedof semi-cylindrical ηse.

  for the Gibbs free energy of the solid Sn and Cu are given as: . (A1-5) to (A1-8) gives: (i) at T = 495 K: G η = -28847.4 J•mol -1 and G ε = -28831.8 J•mol -1 , c lη = 0.020 and c lε = 0.023. (ii) at T = 523 K: G η = -30413 J•mol -1 and G ε = -29784.2 J•mol -1 , c lη = 0.023 and c lε = 0.032.

  Figure A3-1. a) Geome interface-grain boundary; b) c c) centre of curvature at the liq

  at the triple joint formed bet boundary eation of a solid cylindrical nucleus of Sn (from two solid/η interfaces and a η/η grain boun tin in the form of a "curved prism" with two fl th l, radius of curvature r -see FigureA3-1). T ach volume (number of atoms in the nucleus). ary geometry (FigureA3-1at the triple joint solid/ ) centre of curvature (O) at the solid side (β > liquid side (β < 0 and θ < π/2α).

  interface-solid/η β > 0 and θ > π/2α); fo β tends to zero, the optimal s expression (A3-7) for the surfa (see FigureA3-2).

Figure A3- 2

 2 Figure A3-2. Minimizati for α = π/4, n = 100 and β = -

  φ) over φ (or ρ) at fixed n leads to tends to infinity. When β rface energy as a function of the inverse of ρ b ation of the surface energy over dimensionles π/6 (a); β = 10 -4 (b); β = π/6 (c).

  Figure 1. Profil températures

  pour assembl des piliers de cuivre (b) avec un alignement ″pic technologie de brasage C) communs dans la brasure, Cu 6 Sn 5 et Cu 3 Sn, q terface Cu/brasure base Sn. Le taux de germination l'utilisation r. Connu depuis des milliers e pour l'assemblage de UBM, e système Cu-Sn est le plus n sont utilisées dans presque iellement des alliages à base asure modernes utilisées dans iniaturisation. eflow (refusion) comprend le s (IMC) à l'interface substrat un cycle de chauffage et de ure par quelques dizaines de 3 minutes).

  sont les (ou du joint de brasure) obéit ) utilise des billes de brasure ) intégrés réduit la taille à 20 uce [Tu_2007. Schéma de la mbler la puce contenant des pick and place tool″ (c) et , qui croissent rapidement et on des IMC, la séquence et le (d)

2. 5 )

 5 Germination hétérogène pendant la cristallisation de Sn liquide ou des alliages liquides Sn-Ag-Cu: solidification des billes de brasure et des joints de brasure Le fait que le substrat de cuivre et aussi les autres substrats métalliques (Ni, Ag, ... voir par exemple les réf.

Figure 3 .

 3 Figure 3. Paramètres caractéristiques de la goutte posée.

Figure 4 . 3 )

 43 Figure 4. Différentes étapes du dépôt de gouttelettes par la technique de la goutte déposée: a) extrusion de la goutte; b) transfert de la goutte; c) étalement avec formation de pont liquide; d) détachement de la goutte.

Figure 5 . 3 . 4 )Figure 7 .Figure 8 .Figure 9 .

 534789 Figure 5. Installation expérimentale d'immersion rapide

Figure 12 .

 12 Figure 12. Variation avec le temp l'alliage Sn-7.8wt.%Cu déposée sur un

4 . 3 )

 43 Figure 14. a) Vue de dessus du système goutte de Sn-7.8wt%Cu déposée sur le substrat de Cu 6 Sn 5 . Le phénomène d'infiltration est détecté avec le mouillage des joints de grains; b) L'alliage liquide Sn7.8wt%Cu est infiltré totalement dans le substrat et des particules de Sn sont détectées dans Cu 6 Sn 5 . 4.3) Mouillage de Ag et Ag 3 Sn par Sn liquide La Figures 15a montre que l'étalement de Sn liquide sur un substrat d'Ag à 400°C est très rapide et l'angle de contact diminue jusqu'à environ 20° en moins de 10 ms. Ensuite, la goutte oscille autour de l'angle de contact final (≈ 20°) et ces oscillations disparaissent pratiquement après environ 1 s. Comme dans les sections précédentes, nous pouvons conclure ici que l'angle de contact d'équilibre de Sn liquide sur Ag est d'environ 20° à 40°. Cependant, l'angle de contact continue à diminuer, même après 10 ms, mais avec une vitesse d'étalement beaucoup plus faible que celle pour des temps inférieur à 10 ms. L'angle de contact diminue de 20° à 10° après environ 1 s. La vitesse d'étalement moyenne pour t < 10 ms est V 1 = (dR/dt) ≈ 0.14 m/s alors que pour 10 ms < t < 2 s elle est de plusieurs ordres de grandeur plus faible: V 2 = (dR/dt) ≈ 3.5×10 -4 m/s, ici R = d/2 représente le rayon de la base de goutte. La Figures 15b montre que l'étalement de Sn liquide sur Ag 3 Sn à 400°C est très rapide et l'angle de contact diminue jusqu'à environ 10° en moins de 10 ms et ensuite il reste pratiquement constant.

Figure 15 .

 15 Figure 15. Variation avec le temps de l'angle de contact θ et du diamètre de base d des gouttelettes de Sn déposées sur un substrat de Ag (a) et un substrat de Ag 3 Sn (b) à 400°C.

Figure 16 .

 16 Figure 16. Images MEB des interfaces Sn/Ag (a) et Sn/Ag 3 Sn (b) à 400°C. Ces résultats nous permettent de proposer le scénario suivant pour le mouillage d'Ag par Sn liquide à 400°C (Figure 17): L'angle de contact d'équilibre de Sn liquide sur un substrat non réagi d'Ag (θ Ag ≈ 20°) est supérieur à son angle de contact d'équilibre sur le substrat Ag 3 Sn (θ Ag3Sn ≈ 10°). Ainsi, quand une gouttelette de Sn liquide est mise en contact avec Ag, elle s'étale avec un angle de contact instantané qui diminue de 180° à l'angle de contact d'équilibre sur le substrat d'Ag non réagi (θ Ag ≈ 20°), atteint en moins de 10 ms (étalement non réactif). Ensuite, la réaction interfaciale entre Sn liquide et Ag conduit à la formation, à l'interface, d'une couche continue du composé Ag 3 Sn. Ainsi, après un certain temps, le Sn liquide se trouve sur la couche d'Ag 3 Sn avec un angle de contact θ Ag qui est supérieur à son anle d'équilibre sur Ag 3 Sn (θ Ag3Sn ). Par conséquent, le Sn liquide continuera à réagir avec Ag en avant de la ligne triple (LT) liquide-solide-vapeur pour former Ag 3 Sn ce qui conduit à la croissance latérale du composé Ag 3 Sn. Ce couplage entre mouillabilité et réactivité à la ligne triple conduit à l'étalement du liquide jusqu'à ce que l'angle de contact instantané devient égal à l'angle de contact d'équilibre de Sn liquide sur le produit de réaction Ag 3 Sn (mouillage réactif, voir par exemple [Eustathopoulos_1999]). Ainsi, la gouttelette Sn liquide s'étale par mouillage réactif de θ Ag ≈ 20° à θ Ag3Sn ≈ 10°.

Figure 17 . 5 )

 175 Figure 17. Représentation schématique du mouillage réactif d'un substrat d'Ag par Sn liquide avec la formation, à l'interface, d'une couche réactive d'Ag 3 Sn qui est mieux mouillée que le substrat initial Ag non réagi.Ag

  Figure 18. a) Présentation schématique des zones (points) analysés sur le substrat 1. b) Image optique du substrat 1 indiquant l'emplacement des échantillons désignés par les lettre A à F. La direction de l'immersion est indiquée par une flèche.

Figure 19 .

 19 Figure 19. Micrographies MEB-F Ech. A -temps de réaction t inférieur àEch. F, t < 38 ms; f) Ech. Z, t < 1 s.

Figure 20 .

 20 Figure 20. Images de TEM de liquide à 250°C montrant l'évolution de réaction t. (a) et (b) Ech. B, t < 1

5. 2 )

 2 Figure 21. a) Morphologie schéma de l'épaisseur critique (R*) de la phase Ces évaluations prédisent que la co (R) de la phase η-Cu 6 Sn 5 soit supér expérimentaux obtenus dans la secti expérimentalement seulement après un Cu 6 Sn 5 atteint 0.5 µm (voir la section 5 Pour plus de détails sur ce paragrap

Figure 22 5 . 4 )

 2254 Figure 22. Représentation schém continue du premier composé 1 (d'épai la phase 2 à l'interface B/1, sous forme Sur la base de ces hypothèses, nou 2 (de largeur L) ne peuvent croitre que donnée par l'équation suivante :

  Figure 23. Profils de chauffage et d Les Figures 24a et 24b montrent le 0.7wt.% Cu lorsque les cycles thermiqu Les Figures 25a et 25b montrent le Cu/Sn-0.7wt%Cu lorsque les cycles the

Figure 28 .D

 28 Figure 26. Représentation schéma cavité sphérique de la phase η-Cu 6 Sn 5 ( Les calculs standard de germinatio hétérogène ( * planar∆G) et homogène ( ∆

k

  est la constante cinétique de croissance de la phase η dans le cas où le Cu diffuse dans les canaux liquides nanométriques aux joints de grains de cette phase. Cη est la concentration de la phase η. C l/ε et C l/η sont les concentrations d'équilibre aux interfaces liquide/ε et liquide/η respectivement.b-2) Couple Cu 3 Sn/Sn liquide Dans ce cas de croissance de la seule phase η, on peut montrer que la hauteur moyenne des ″scallops″ de la phase η-Cu 6 Sn 5 est donné par l'expression: partir des Eqs.(19a) et (19b), le rapport entre les valeurs moyennes de H (mais aussi entre les épaisseurs moyennes de la phase η) dans les deux configurations b-1 et b-2, devient: La valeur expérimentale du rapport des constantes cinétiques dans le cas de la loi cubique de croissance, (k′ 1/3 /k 1/3 ) exp ≈ 1.18, est pratiquement la même que celle obtenue par les prédictions théoriques (k′ 1/3 /k 1/3 ) calc ≈ 1.19. En plus, l'Equation (19b) permet d'estimer le produit du coefficient de diffusion du cuivre melt Cu D avec la largeur des canaux liquides (δ) dans la phase η : expérimentales pour le couple for ε-Cu 3 Sn/Sn liquide: (k´1 /3 ) exp ≈ 7.2 µm•h -1/3 ≈ 4.7×10 -7 m•s - 19 m 3 •s -1 . Connaissant le coefficient de diffusion du cuivre dans l'étain liquide melt Cu D ≈10 -9 m 2 •s -1 , on peut estimer la larger des canaux liquides d'environ 1

  donne des micrographies MEB du produit de réaction formé aux interfaces Cu/alliage liquide métastable et Cu/alliage solide pour les échantillons maintenus à 222°C pendant 1 h, 8 h, 16 h et 32h en utilisant des cycles thermiques correspondant aux régimes I et II respectivement. Cette Figure montre que quelque soit le temps de maintien à 222°C, le produit de réaction à l'interface Cu/liquide métastable se compose de deux couches: d'une couche épaisse du composé η-Cu 6 Sn 5 sous forme de ″scallops″ côté alliage et d'une couche fine et continue du composé ε-Cu 3 Sn côté Cu.

  Figure 31. Courbes DSC obtenus liquide métastable Sn-0.7wt%Cu. (a) Co

  expériences Cu/alliage liquide et Cu/alliage solide ont été effectuées à la même température et avec un alliage de même composition, deux différences importantes peuvent être constatées à partir des Figures 32 et 33: (i) La morphologie de la couche η-Cu 6 Sn 5 : épaisseur non uniforme et morphologie du type ″scallops″ pour l'alliage liquide et épaisseur uniforme pour l'alliage solide.

  Cu 3 Sn ont une longueur moyenne h. (b) Seulement les jonctions triples (lignes triples) sont pénétrées de la même façon, les canaux liquides sont considérés cylindriques avec un rayon moyen noté r.

Figure 34 .

 34 Figure 34. Système modèle: (a) M liquide (a = R = H). (b) Représentation scallops hémisphériques de η-Cu 6 Sn 5 et Après quelques calculs on obtient l a) Tous les joints de grains de η-C

  

  

  

  

  Wetting of Cu-Sn intermetallics In literature, there are only few data on the wettability of Cu-Sn intermetallics by liquid Sn or Sn-based alloys.
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Table 2 -

 2 . The measurements were made for a region of 259 µm × 349 µm. 1. Mean R a and total R t roughness of Cu, Cu 3 Sn, Cu 6 Sn 5 and Ag 3 Sn polished substrates.

		Cu	Cu 3 Sn	Cu 6 Sn 5	Ag 3 Sn
	R a , nm R t , nm	0.5 8	0.9 10	1-3 46-77	1.4 20

Table 3 -

 3 1. Wetting data in Cu/Sn couple at different temperature: θ i = initial measured contact angle (in 40 ms); θ f = final measured contact angle. Preheating of the substrate for 1 h at 800°C except for experiments marked by (*) for which the preheating time was 2 h at 800°C. (#) -not measured.

	T, °C	300	400	500	500*	500*	600	700	800
	θ i , °	32	28	33	20	32	17	0	0
	θ f , °	32	23	9	12	14	4	0	0
	t spread , s #	4	1	1	3	0.1	#	#

Table 4 -

 4 2. List of the crystal structures checked while identifying the phase identity [Pearson's database_2014].

Table 4 -

 4 3. EDX analysis of the reaction layers on the Cu/Sn-0.7wt.%Cu interface. (Spot A, reaction time around 1 ms).

	Phase	Cu (at.%)	Sn (at.%)
	Reaction layer	60.7	39.3
	Reaction layer	66.0	34.0
	Reaction layer	59.1	40.9
	Reaction layer	57.4	42.6
	Reaction layer	57.1	42.9
	Scalloped grain	55.3	44.7
	Scalloped grain	58.8	41.2
	Scalloped grain	55.5	44.5
	Scalloped grain	54.3	45.7

Table 4 -

 4 

6

. Calculated values of the contact angle θ (see

 

for two different values of homogeneous undercooling

(∆T homo 

Table 4 -

 4 7summarizes the calculated values of r cavity , η GB = 2α and η as a function of ∆T planar and ∆T B .This table clearly shows that an increase in ∆T B by a factor higher than two leads to only a slight increase (lower than 20%) in r cavity , η GB and η. On the contrary, if the value of ∆T planar increases by a factor of two, the calculated values of r cavity , η GB and η decrease significantly.Note, however, that our experimental results show a very small variation of ∆T planar values (17 to 20 K, see. Thereby

, we can conclude that the sites of the favorable nucleation are cavities with curvature radii larger than about 10 nm or/and steps (grooves) on the surface of the solid particle with opening angle larger than about 120-130°.

  

	∆T planar (K) θ (°)	20 32.3		40 46.5	
	∆T B (K) cavity: r cavity (nm) groove: η GB = 2α (°) step: η (°)	2 9.5 108.2 122.8	5 11.3 122.6 131.8	2 4.5 84.8 92.4	5 4.8 93.0 98.8

Table 4 -

 4 7. Calculated values of r cavity , η GB = 2α and η as a function of ∆T planar and ∆T B . The homogeneous undercooling value, ∆T homo = 190 K, is taken from Ref.

Table 5 -

 5 

	2. Average val
	Cu 6 Sn 5 formed at Cu/Sn-Cu a
	and Figure 5-8).
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	k´η = 0.0785±0.008
	k´ε = 0.0885±0.000
	150

  -6a for the temperature-time curv is maintained in the liquid state during this eriment the sample* was firstly reflowed and C in such a way that the Sn-Cu alloy remained re. The DSC thermal cycle for this sample is si Comparison of Figure 5 alloy and the planar Cu 6 Sn 5 la Cu 6 Sn 5 /alloy interface: from a This is due to the very good penetrates deep into grain bou careful examination of the mic SEM secondary electron image grain size of the planar Cu 6 Sn value is similar to the size of C boundaries of Cu 6 Sn 5 phase sample*.
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Table 5 -

 5 

	treatment	e ε-Cu3Sn (µm)	e η-Cu6Sn5 (µm)
	1 reflow	0.74 ± 0.30	3.53 ± 0.30
	sample* = 1 reflow + 16h	2.98 ± 0.08	5.65 ± 0.23
	at 222°C solid state		
	sample* + 1 reflow	4.49± 0.25	6.46 ± 0.60
	sample* + 16h at 222°C	2.57 ± 0.15	16.47 ± 0.70
	liquid state		

3. Average values of thicknesses (e) of intermetallic layers ε-Cu 3 Sn and η-Cu 6 Sn 5 formed at Cu/Sn-Cu alloy interface after different thermal cycles (see text). 3-3-2) Modelling of growth kinetics of η-Cu 6 Sn 5 layer at Cu/liquid Sn-based alloy interface

Table 5 -

 5 4, one can calculate the values of ratios δ/h and r 2 /h that are also reported in 

	T(°C) c lε c lη c lε -c lη liq Cu D (m 2 s -1 )	222°C 0.0230 0.0200 3.0×10 -3 2.4×10 -9	250°C 0.0315 0.0228 8.7×10 -3 3.5×10 -9
	[Ma_1960] 2 η k (m 2 s -1 )	1.52×10 -15	6.59×10 -15 [Liashenko_2014]

) Mouillage de Cu 6 Sn 5 par un

  des substrats de Cu préchauffés à 800°C par Sn d'étalement, lorsque θ diminue jusqu'à environ 30 if de Sn liquide sur la surface de Cu. Compte tenu des surfaces de Cu pouvant contenir des nanop n liquide sur une surface de Cu propre et non réagi ie par une étape d'étalement réactif qui peut corres rmation de couches réactives de Cu 3 Sn et Cu 6 Sn 5 sus de mouillage sera étudié dans les sections suiva La Figure 12 donne la variation ave d'alliage Sn-7.8wt.% Cu déposée sur un figure montre que l'angle de contact in ensuite il oscille autour de cette valeur. de trois expériences différentes, on déd Cette valeur est inférieure à celle obtenu La Figure
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Appendix 1 Phase diagram of the binary Ag-Sn system. This phase diagram presents two intermetallic compounds, the non stoechiometric ζ and the stoechiometric Ag 3 Sn compound. In the temperature range below 300°C, the Sn-Ag binary system has the following eutectic transformation at 221°C for the composition Sn-3.5%Ag: Liq → Ag 3 Sn + Sn. [1] http://www.metallurgy.nist.gov Appendix 2: Determination of the Gibbs free energy of formation of different phases in Cu-Sn system by using CALPHAD approach To find the equilibrium concentration of Cu at the liquid/ε phase and liquid/η phase interface we used CALPHAD data to build the Gibbs energy concentration dependence (G l (c) in J•mol -1 ) on the Figure 4 

, G G are the Gibbs free energy for the pure liquid Sn and pure liquid Cu, given by the following expressions: Thus, with negative and zero values of β, nuclei of solid Sn will tend to spread almost as a line along the junction scallop 1 -scallop 2 grain boundary. Of course, in this case one can introduce at least one more factor -the line tension of the junction, which will make the infinite line impossible and of course the curvature radius ρ cannot be less than the atomic size -see below.

Inserting the values of φ opt and ρ opt in Eq. (A2-7), the expression for W surf becomes 2 3 2 3 2 3 2 3 surf 1 3 2 3 2 3 1 

with ψ given by Eq.(A3-6) and by introducing the notation

an expression for W surf as a function of the number of atoms, n, in the nuclei is obtained: & Tu, K. N. (2002). Kinetic theory of flux-driven ripening.Physical Review B, 66(11), 115403.

[2]: Görlich, J., Schmitz, G., & Tu, K. N. (2005). On the mechanism of the binary Cu/Sn solder reaction. Applied Physics Letters, 86( 5), 053106.

[3]: Suh, J. O., Tu, K. N., & Tamura, N. (2007). Preferred orientation relationship between Cu6Sn5 scallop-type grains and Cu substrate in reactions between molten Sn-based solders and Cu. Journal of Applied Physics, 102 (6), 63511-63511.

Appendix 4: Evaluation of the increase in the driving force of diffusion in the solid Cu/liquid Sn-Cu couple, necessary to lead to a given increase in the growth kinetics of η η η η-Cu 6 Sn 5 phase If we consider that growth of compound i layers (i = η-Cu 6 Sn 5 or ε-Cu 3 Sn) at Cu/Sn interface is limited by the solid state diffusion -growth in parabolic regime ( 2alloy the Cu/solid alloy couple respectively. From experimental results at 222°C we have (see Eq. (5-27a)): r = 3.9 and r´ = 0.9 (A4-8) Replacing these values of r and r´ in Eq. (A2-4), gives: β = 5.31 and β´ = 0.68 (A4-9) Thus, if the growth kinetics of both Cu 6 Sn 5 and ε-Cu 3 Sn layers is limited by solid state diffusion then the calculated value of the ratio between ∆µ η (variation of chemical potential of copper through the Cu 6 Sn 5 layer in the case of Cu/metastable liquid alloy couple) and ∆µ´η (in the case of Cu/solid alloy couple) will be given by: ( ) ( )

Note however that the value of R calc is much higher than that of R Calphad = ∆µ η /∆µ ε obtained using the CALPHAD approach for the Cu/metastable liquid Sn-Cu alloy and Cu/solid Sn-Cu alloy systems at 222°C (see Figure 5 From Eqs. (A4-10) and (A4-11) we can definitively conclude that, when the Cu/solid alloy couple is replaced by the Cu/metastable liquid alloy couple at 222°C, the increase in the driving force of copper (or tin) diffusion will be only 4%. This increase in the driving force of diffusion is far from being sufficient in order to lead to the large difference in the ratio r = k η /k ε observed experimentally when the solid alloy is replaced by the liquid alloy. Indeed, if the growth kinetics of both phases was limited by bulk solid state diffusion, an increase in the driving force by more than 700% (see Eq. (A4-10)) is necessary for being in agreement with experimental results.

[1]: Liashenko, O., Gusak, A. M., & Hodaj, F. (2014). Phase growth competition in solid/liquid reactions between copper or Cu3Sn compound and liquid tin-based solder. Journal of Materials Science: Materials in Electronics, 25(10), 4664-4672.

[2]: Van Loo, F. J. J. (1990). Multiphase diffusion in binary and ternary solid-state systems. Progress in Solid State Chemistry, 20(1), 47-99. 

6) Cinétique de croissance des couches interfaciales dans le système Cu/Sn

Dans ce domaine traditionnel de croissance aux interfaces réactives solide/liquide, il y a encore besoin de recherche et d'interprétation supplémentaires afin de comprendre les mécanismes opérationnels. Nous présentons dans cette section plusieurs idées nouvelles ainsi que les résultats obtenus.

La première idée est de comparer la cinétique de croissance de la phase Cu 6 Sn 5 dans un couple normal de diffusion Cu/Sn liquide avec celle dans le couple incrémental Cu 3 Sn/Sn liquide. Le changement dans le taux de croissance peut donner un lien avec le mécanisme de croissance de la phase Cu 6 Sn 5 (voir section 6.1).

La deuxième idée clé est de comparer la réaction du cuivre avec un alliage eutectique Sn-Cu liquide et avec le même alliage Sn-Cu solide à la même température. Le but de cette étude est de clarifier le rôle de l'état physique de la brasure sur la morphologie et sur la cinétique de croissance de la phase Cu 6 Sn 5 (voir section 6.2). En effet, dans la littérature, on trouve des lois de croissance en t 1/2 et t 1/3 . Par conséquent, nous avons représenté les données de cinétique de croissance de deux manières différentes : (i) épaisseur en fonction de la de la racine carrée du temps de réaction (Figure 30a) et (ii) en fonction de la racine cubique du temps (Figure 30b).