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The thesis deals with development of synthetic methods for preparation of novel carbon-metal organohybrid based on diamondoid and palladium.

The vapor pressure of various diamondoids was measured from a new measurement protocol at solid-vapor thermodynamic equilibrium state. Their volatile tendency opened a possibility to do deposition from gas phase and at various pressure (ambient, primary vacuum, and high vacuum) of diamondoids on silicon or mica substrates. SEM observations have shown that depending on the type of functional groups on the diamondoid, different crystal shapes can be produced (rods, needles, triangles, truncated octahedral form).

OMCVD of palladium on functionalized diamantanes showed that Pd deposition occurs preferentially on the oxide native layer on silicon substrates than on diamondoid crystals bearing hydroxyl or fluorine groups. This urged the synthesis new diamondoids with phosphino groups in order to make strong covalent bonding between the modified diamondoid and palladium.

A full set of functionalized diamondoid phosphines were synthesized with unexpected air-stability of some primary diamondoid phosphines were observed.

It has been shown that the use of P(III) phosphine as anchoring sites allowed the formation of hybrid material Pd@PH 2 -Diam-OH. Different characterizations (XPS, SEM, TEM, and EDX) indicated that an insulator material Pd@PH 2 -Diam-OH formed during the CVD deposition with P-Pd interaction.

Résumé

Résumé

Ces travaux de thèse développent des méthodes pour la synthèse de nouveaux organohybrides carbone-métal basés sur les diamantoïdes et le palladium.

Les pressions de vapeur de divers diamantoïdes ont été mesurées grâce à un protocole original de mesures de l'état d'équilibre thermodynamique solide-vapeur. Leur relative volatilité a permis de réaliser des dépôts de diamontoïdes en phase vapeur, à diverses pressions (ambiante, vide primaire, et vide poussé) sur des substrats comme le silicium ou le mica. Les observations au MEB ont montré que, selon le type de groupes fonctionnels présents sur le diamantoïde, différentes formes cristallines peuvent être produites (tiges, aiguilles, triangles, formes octaédriques tronquées).

L'OMCVD de palladium sur les diamantanes fonctionnalisés montre que le palladium se dépose préférentiellement sur le substrat du silicium plutôt que sur les cristaux de diamantoïdes portant des groupes hydroxy ou fluor. Nous avons alors envisagé la synthèse de nouveaux diamontoïdes portant des groupes phosphino, qui pourraient former une liaison covalente entre le diamontoïde modifié et le palladium.

Un ensemble complet de diamondoïdes fonctionnalisés par des phosphines a été synthétisé.

Certaines nouvelles phosphines primaires ont révélées une stabilité à l'air inattendue.

Il a été montré que l'utilisation de phosphine P(III) comme sites d'ancrage a permis la formation du matériau hybride Pd@PH 2 -Diam-OH. Différents caractérisations (XPS, MEB, MET, et EDX) ont montré que le matériau Pd@PH 2 -Diam-OH formé est isolant, et présente des interactions Pd-P.

General introduction

The main goal in this fundamental research is to make novel hybrid materials that combine pure sp 3 carbon (diamondoids) and transition metals into unique ordered structures. With combined metal-carbon electronic structures of these hybrid edifices, we would -in midterms-like to examine their physical properties and apply the new hybrids in transition metal-promoted catalysis.

We envision thus a "bottom-up" synthesis of diamond-like structures with the intention to capture some key properties of bulk diamond at nanoscale. Ideally, long-term applications may concern the growth of materials science. Chemistry of nanodiamond derived from detonation processes is not detailed herein, and has been the subject of other recent reviews and book chapters. , n =1-4). Several isomeric forms exist for n > 3, and some higher diamondoids of high symmetry do not follow this brutto formula.

Historical background: from the synthesis of detonation nanodiamond to the isolation and characterization of higher diamondoids 1. Nanodiamond vs. diamondoids: the case of polymantanes

Diamond-like carbon particles with characteristic sizes of 4-10 nm in diameter are frequently called "ultradispersed diamond", and they are obtained mostly as "detonation nanodiamond", and alternatively from shock wave high-pressure experiments on graphitic materials in the presence of metal powders (Al, Fe, Co, Ni, Cu). 1,10,11 Detonation nanodiamond has been produced mainly in Russia by detonation of carbon-containing explosives early on in the 1960s for military research purposes.

Therefore, by mixing 2,4,6-trinitrotoluene (TNT) with carbon-rich solid materials, for instance triaminonitrobenzene, and by detonating the mixture in an inert gas confined atmosphere, spheroidal diamond particles can be produced that are approximately 4 nm in diameter. 10,12 However, the denomination "ultradispersed diamond" could be somewhat misleading because stubborn aggregation butane in its anti-conformation. 21 Schleyer reported an elaborate perspective of this exciting period of synthetic success, which ended with the synthetic attempts toward higher diamondoids. 22 Synthetic efforts to access higher diamondoids via carbocation rearrangements similar to those successfully devised to prepare the lower diamondoids irremediably failed. 23 Those have been apparently blocked by the large number of possible intermediates, and the complex reaction pathways and kinetics involved in the processes. In the 1990's the isolation of diamondoids from the geosphere clearly leaped ahead their chemical synthesis, starting with the patents filed by the Mobil Oil Corporation. 2c In 1995 higher diamondoids up to hexamantane (C 30 H 36 ) had been shown to exist in petroleum by Lin and Wilk on the basis of gas chromatography/mass spectrometry analysis. 24 It was suggested later in 1999 by Dahl et al. that diamondoids may occur largely in all petroleum sources and thus may be used as decisive indicators of natural oil cracking. 25 The breakthrough evidence of diamondoid's ubiquity in oils and fuels was provided by Dahl et al. in 2003 through the isolation and identification of twenty-one different higher polymantanes by HPLC techniques. 26 Dahl et al. also provided structural proofs for cyclohexamantane (Xray characterization), which displays a highly symmetrical (D 3d ) beautiful hexagonal arrangement of six 21 W. Burns, T. Mitchell, M. McKervey, J. Rooney, G. Ferguson, P. Roberts. J. Chem. Soc. Chem. Commun., 1976, 21, 893-895. Gasphase reactions on platinum. Synthesis and crystal structure of anti-tetramantane, a large diamondoid fragment. 22 P. von R. Schleyer. My Thirty Years in Hydrocarbon Cages: From Adamantane to Dodecahedrane. In: Cage Hydrocarbons; G. A.

fused-face adamantane units; this pericondensed hexamantane is the only diamondoid of formula C 26 H 30 (Fig. 1.2). 27 Early hypotheses on diamondoid formation in the geosphere postulated the involvement of carbocation-mediated rearrangements when petroleum hydrocarbons containing reactive functions such as double bonds could react with superacid sites on naturally occurring clay minerals. The formation of the lower diamondoids, adamantane and diamantane, from aliphatic alkanes under conditions of cracking was shown afterwards, 28 gathering evidence that thermal pathways involving free radicals in the absence of acid catalyzed carbocation rearrangements may also occur. Dahl and Schreiner indicated that "Such mechanistic proposals underline the notion that diamondoids are thermodynamically the most stable hydrocarbons,… more stable than nanographenes…of comparable molecular weight". 29 In addition, the relative stabilities of carbocations and alkyl radicals are different for polycyclic structures.

Indeed, while the secondary and tertiary diamondoid C-H bonds have practically the same homolytic bond dissociation energies, the heterolytic cleavages of these bonds differ significantly in energy. Since the isomer distribution in raw oil extraction is inconsistent with the thermodynamic stability of the diamondoids or of their cations, a different formation mechanism may be involved. This was further evidenced by the direct synthesis of higher diamondoids from lower diamondoids under CVD growth conditions. 29 Up to 1.5 mol% of tetramantanes could be formed by pyrolyzing triamantane in a sealed gold tube for 96 h. Under similar cracking conditions that generate free alkyl radicals, up to 0.75 mol% of various pentamantanes were obtained, coming from either iso-tetramantane, or anti-tetramantane or skew-tetramantane. Pentamantanes formed by the replacement of three hydrogen "face-related" atoms on tetramantanes with four carbon atoms, to produce an additional cage without breaking any of the original tetramantane bonds. Each cage closure formally necessitates an isobutyl moiety, and consistently the addition of isobutane or isobutene in the cracking atmosphere lead to larger amounts of products. Formation of pentamantanes n that would have needed the breaking of the original n-1 tetramantane to be formed just did not occur. This observation led to the conclusion of a mechanism analogous to CVD growth of diamond. This work shows that it is highly likely that atomic layer [ 1 ] di aman t ane [ 12 ] t r i aman t ane [ 121 ] t e t raman t ane 

Physical properties and modes of characterization

Lower diamondoids are nearly strain-free and chemically, as well as thermally, very stable. These characteristics are typically accompanied with high melting points in comparison to other hydrocarbons of comparable molecular weight. The melting points of adamantane, diamantane and triamantane are estimated between 200 °C and 270 °C, but they readily sublime at room temperature under normal or slightly reduced pressure. Only few reports of physical data concerning functionalized diamondoids are available. Solid and liquid vapor pressures for adamantane and diamantane as well as alkylated congeners have been gathered and reviewed: data such as molar enthalpies, molar entropies, molar heat capacities, enthalpies of formation, sublimation, combustion, etc. are available. 34 Solubility limits of adamantane and diamantane in liquid organic solvents at 25 °C (alkanes, benzene, toluene, THF) have been also reported. 35 The most commonly used spectroscopic methods to analyze diamondoids are nuclear magnetic resonance, 22 and Raman spectroscopy. 36 The Raman spectra of lower diamondoids were reported early, 37 then both Raman and infrared spectra of higher diamondoids up to hepta-and hexamantane have been studied, and the spectra show in general good agreement with density functional theory 34 
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28 and tetrafluorinated diamantanes 29, are all obtained in excellent yields above 80% after a few hours of heating under reflux in cyclohexane (CyH). 

(nry. stands for no reported yield).

Triamantane, tetramantane and even pentamantane bromides and fluorides have been synthesized (Fig. 1.4) as well. Triamantane treated with neat Br 2 for 5 min at 0 °C, gives 2-bromotriamantane 34, which was isolated in 43% yield as the major isomer in a mixture of four monobrominated Chapter 1: Diamondoids and their functionalization 17 triamantanes. 66 Fluorotriamantanes 35a-d are mostly obtained by treatment of hydroxylated analogues 67 with DAST. 65 Treatment of [121]tetramantane with Br 2 for 16 h at 20 °C gives 2,17dibrominated 36 in modest 17% yield. 67 The syntheses of 6-fluoro[121]tetramantane 37a and 6,13difluoro[121]tetramantane 37b have been also reported with good yields from their alcohol precursors. 65 [1(2,3)4]-Pentamantane is the highest diamondoid that has been efficiently functionalized with halogen (and hydroxy, thiol and nitroxy substituents) since it reacts with electrophiles more selectively than triamantane and [121]tetramantane. It gave in multistep reactions overall yields of 25-75% the mono and dibrominated analogues 38a-d. 68 7-Fluoro[1(2,3)4]pentamantane 39 was isolated from fluorination of the corresponding alcohol after HPLC purification (65%). 65 bromides and fluorides.

Hydroxylated diamondoids

The alcohol derivatives of 1 can be obtained either by hydrolysis of the corresponding halides or by direct functionalization, as illustrated in Scheme 1.3 with a selection of mono-, di-and tetrahydroxylated adamantanes: 6 and 42, 48 40, 43 and 43. 69 obtained by reduction or hydrogenation of 2-adamantanone 70 with various reagents. 71,72 The monoprotected diol 41 provides access to unequally functionalized adamantanes (Scheme 1.3). 73 The methods for the preparation of hydroxylated diamantanes have been reviewed by Schreiner and co-workers. 2 Scheme 1. 4 summarizes various conditions for the oxidation of diamantane 10 (a-f) to prepare the hydroxylated diamantanes 30, 48 and 49 as mixtures, further isolated by silica gel chromatography workup. 61,67 1,4-Dihydroxydiamantane 50 can be prepared from 1,4-dinitroxydiamantane 47 formed by treatment of 10 with HNO 3 . 67 Other alcohols functionalized on a secondary carbon were also obtained. [62][63][64] For instance 51 bearing both a hydroxyl and a methyl group in position-2 can be prepared through a classical

Grignard reaction with the ketone 31; this ketone can be used as well to form 2-tosyloxydiamantane 52, obtained in excellent yield, albeit in a rather long reaction time. The oxidation of triamantane 53 with HNO 3 is also suited to prepare the alcohols 54a-d as a separable mixture (Scheme 1.5). 67 Except for 54d the alcohols 54 have also been prepared by other routes. By forcing the nitroxylation conditions on 53, the diols 55a-f have been obtained under kinetic control but their separation was difficult. 67 A selective preparation of 9,15-dihydroxytriamantane 55f, obtained from isomerization of the previous mixture 55a-f, is possible under thermodynamic conditions. 67 Hydrolysis of bromide or nitroxy precursors yield the monohydroxylated 56a-d 66,73 and dihydroxylated

[121]tetramantanes 57a-e. 67,74 Similarly, the mono-and dihydroxylated [1(2,3)4]pentamantanes (58a,b and 59a,b respectively) can be obtained. 68 

Metallated nucleophilic diamondoids

Only a limited number of metallated diamondoids have been prepared, mainly derived from adamantane. The synthesis of the Grignard reagents R-MgX where R is a cage structure apparently is very difficult due to the tendency for radical recombination to give R-R cage dimers (Scheme 1.6).

Experimental conditions coined with the term "static process" have been reported, which, from kinetic studies, aim at maintaining a magnesium surface state that limits the diffusion of cage radicals R • into the reaction mixture. 75 Thus, under optimized conditions, the Grignard reagent 1-adamantylmagnesium bromide 60 has been obtained in 60% yield in Et 2 O and n-Bu 2 O, while THF was found not to be a suitable solvent. 75

I Cl ( 8 ) 
Li 14 e q u i v Li 2% N a 82% p en t ane , 35 °C 1-Adamantyllithium 62 and its congeners 2-adamantyllithium and 1-diamantyllithium have been directly synthesized from the reaction of bromide and chloride precursors with lithium metal. 76 Here also the control of metal-solution interface is crucial to achieve the highest yields, and to avoid diamondoid homologation. Previous attempts at the direct metallation of secondary or tertiary adamantyl iodides had used an excess of tert-butyllithium 61, which allowed the preparation of 1-adamantanecarboxylic acid 63. 47,77 

Amino and nitro diamondoids and their derivatives

The development of acetamide and amine derivatives of lower diamondoids has been motivated by their associated pharmacological applications that are well illustrated by the emblematic antiviral and anti-Parkinsonian 1-aminoadamantane 64 (or amantadine, Scheme 1.7). 78 In addition, amino derivatives are important for further functionalization towards, e.g., artificial amino acids and peptides (see section IV.4.). Various methods for the synthesis of adamantylamines and hydrochloride derivatives have been patented, 79,80,81 such as the lithiation of adamantyl halides in the presence of an aminating agent under ultrasound that produces 1-aminoadamantane 64 in 54% yield (Scheme 1.7). The synthesis of 64 in high yield has been also reported directly from 1 on a 20 g scale by treatment with trichloroamine (caution:

explosive, sensitive to light, heat, and shock) under Friedel-Crafts conditions, followed by solvolysis with HCl. 82 The nitrite ester of adamantane 66 can be obtained by the reaction of adamantane with concentrated nitric acid; further treatment with sulfuric acid in the presence of acetonitrile gives 1acetamidoadamantane 67 in good yield. 83 Compound 67 has also been obtained in moderate 38% yield from direct nucleophilic amidation of 1 with CH 3 CONH 2 . 84 Notably, 67 can be reacted with NaOH to give the hydrochloride salt of amantadine 68 in excellent yield. The relevant nitro derivative 65 is not easily nitromethane. 87 

( 71 ) 80% Nitration of adamantane and Diamantane with Nitronium Tetrafluoroborate.

Polyfunctionalized diamondoids with different reactive functionalities

The synthesis of polyfunctionalized diamondoids with mixed reactive functions is of particular interest to build unequally substituted organohybrids based on the reactivity differences of the functions introduced. Scheme 1.9 summarizes some interesting mixed polyfunctionalized halo-, hydroxy-, and amino-adamantanes formed from tertiary-C functionalized bromo-, chloro-and fluoroadamantane. 
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1 . 9 e q . 65% HNO 3 90 e q . KOH 80 °C, 2 h th en 20 °C, 30 h Scheme 1.9. Syntheses of polyfunctionalized adamantanes 84-92 bearing different halo-, hydroxy-, and amino-functions.

Several interesting polyhaloadamantanes have been synthesized in moderate yields by successive multistep reactions under phase-transfer condition (PTC). 88 Stepwise iodination with iodoform and bromination with CBr 4 of 1-chloroadamantane 8 led successively to the formation of 1-chloro-3iodoadamantane 84, and 1-chloro-3-bromo-5-iodoadamantane 85 as a racemic mixture. 89 Chlorination of fluoroadamantane 9 with CCl 4 gave 86, which was brominated to give 87, which was iodinated 90 with n-C 6 F 13 I to give the remarkable tetrahalide 1-bromo-3-chloro-5-fluoro-7-iodoadamantane 88. Successive 1-fluoro-3-bromo-5-iodoadamantane 90 as a racemic mixture. 3-Bromoadamantan-1-ol 91, and its chloro-congener, have been synthesized and isolated en route to 1,3-diiodoadamantane, which was obtained by addition of hydroiodic acid to any of those compounds. 91 From 91 the formation of 1bromo-3-chloroadamantane (using thionyl chloride) and 1,3-dibromoadamantane 3 (using hydrobromic acid) were also reported. 91 The formation of 1-aminoadamantane-3-ol 92 has been described from reaction of the hydrochloric salt of 1-aminoadamantane in a mixture H 2 SO 4 /HNO 3 followed by quenching with KOH. 92 As summarized in Scheme 10, the monoprotection of diamantane-4,9-diol 49 by a fluoroalkyl ether function is an important achievement at the origin of the synthesis for a great number of unequally difunctionalized diamantanes 93-112. 65,73 By employing 2,2,2-trifluoroethanol under acidic conditions on 49, the precursor 93 forms in 56% yield; it can be separated from the diether (9%) and unreacted diol (30%) by silica gel column chromatography. Compound 93 has allowed the synthesis of the pivotal protected amido 100 and ester 105 diamantane derivatives. 73 These precursors provided access to 9-fluorodiamantan-4-ol 99, 4-amino-9-fluorodiamantane 104, 4amino-9-bromodiamantane 110, 65 as well as 9-aminodiamantan-4-ol 106, 73 with yields generally above 70% (mainly from selective deprotection). The syntheses of mixed difunctionalized derivatives 101, 107, 111, and 112 have also been detailed, 73 as well as for 94-98, 102, 103, 108, and 109. 65 Chapter 1: Diamondoids and their functionalization 26 

(
( 104 ) 73% Scheme 1.10. Synthetic roads to difunctionalized mixed hydroxy-, halo-and amino-diamantanes from their protected parent compounds, 93-112.

Alkyl-, aryl-, alkenyl-, phosphinyl-, cyano-and thiol-substituted diamondoids

Adamantane substituted with phosphine, alkenyl, or simple alkyl fragments have been studied because these species have biological interest (alkyls), 93 can be used as monomers in polymerizations (alkenes), or are ligands for transition metals with outstanding properties (phosphines). The preparation of 2-adamantyl-1,3-butadiene 115 (Scheme 1.11) 94 was conducted from adamantane via the selective photochemical preparation of 1-acetyladamantane 113, 95 followed by oxetane 114 formation and ring opening. Adamantane is also the precursor for the formation of di-1-adamantyl phosphinic acid chloride 116, 96 which gives access to the organophosphorus compounds di-1-adamantylphosphine 117, di-1adamantylchlorophosphine 118, and di-1-adamantylphosphine oxide 119. They are obtained in excellent yields above 85% at a scale of several grams, and notably without the need for metallated adamantyl nucleophilic reagents. Chlorophosphine 118 can be treated with phenyl magnesium bromide/CuBr to give the dialkylaryl phosphine 120 in 65% yield. 97 The preparation of the parent trialkylphosphines 123 by reacting 118 with organometallic reagents such as alkyllithium, alkylmagnesium or alkylzinc (alkyl = nbutyl, tert-butyl, benzyl, etc.) has been patented, 98 and has led to the commercialization of the ligands CataCXium® useful for group 10 metal-catalyzed cross-coupling reactions. 99 The secondary phosphine 117 has been used to prepare the zwitterionic phosphonium salts 121 100 and 122, 101 applicable as ligands for transition metals under conditions of biphasic and aqueous-phase catalysis. 93 Another synthetic pathway to adamantylalkylphosphines is the reaction of halophosphines with adamantylmagnesium bromide 60, 75 which gives the monoadamantylphosphine 125 in excellent yield, but the diadamantyl analogue 124 only in moderate yield. 102 1-Bromoadamantane 2 treated with a large excess of PCl 3 in the presence of AlBr 3 leads to 1-adamantylphosphonic acid dichloride 126, the parent of 116 in excellent yield on a multigram scale, 103 the dibromide analogue of 126 is accessible by using PBr 3 , albeit in lower yield (24%). 104 1-Adamantyldichlorophosphine 128 can be prepared from compound 126 through reaction with Lawesson's reagent (via 1-adamantyldichlorophosphine sulfide 127) in 68% overall yield. The direct phosphorylation of 1 is possible with AlCl 3 and PCl 3 to produce 126 in 64% yield. 105 The primary phosphine 129 is an oily product obtained in 75% yield by reduction of 128 with LiAlH 4 . 104 1-Bromoadamantane 2 is also an interesting precursor for the alkylation of adamantane by reacting it with Grignard reagents to yield products 130ac; 106a Optimization of the reaction has been reported 106b together with multistep polyalkylation conditions which give for instance 131 and 1,3-dimethyladamantane analogue.

The adamantanecarboxylic acid 63 107 is a useful reagent that has been used to prepare 1-vinyladamantane 136 by two different routes, 108,109 via the reduction of 63 to adamantan-1-ylmethanol 132, 110 followed by oxidation to adamantane-1-carbaldehyde 133. 109 The oxirane 134 forms in excellent yield from 133 and its ring opening led to 1-adamantyl- Cyanoaryldiamantane 137 has been obtained photochemically directly from 10. 61 Diamantanylphosphonic acid dichloride 138 and diamantylphosphinic acid chloride 139 can also be prepared from 10, and then reduced to the corresponding phosphines. 111 Photochemistry has also been successfully used to form acetyldiamantanes 140 and 141. 112,113 Photoacetylation can be applied to [123]tetramantane and to some pentamantanes to selectively form apical acetyl derivatives. 113 Compound 140 allowed the preparation of diamantylbutadiene 143 in 94% overall yield via the formation and ring-opening of oxetane derivative 142. 94 Diamantan-3-one 31 undergoes an efficient reaction with CH 3 MgI to form 144, 63 which after dehydration to 145 and further platinum-catalyzed hydrogenation gave 3-methyldiamantane 146 in 68% overall yield. 62,64 Isomeric 1-methyldiamantane 147 forms from its bromide analogue 11 in very good yield by Grignard reaction. 106 Diamantanols are ideal precursors for the corresponding thiols 148-150 by treatment with thiourea (TU) in the presence of hydrobromic and acetic acid. 74 The conditions of thiolation can be extended to higher diamondoids such as triamantane and the tetramantanes; the resulting molecules are of particular interest for nanoelectronic devices (see section 1.4 part 3). Noteworthy, the 1-vinyl-and 

Organohybrids built on nanodiamond and diamondoids and their applications

The functionalization of diamondoids (see section 1.3), and ultradispersed detonation nanodiamond 7,114 has opened the way for the construction of a very large diversity of nanohybrids. The that also illustrate the great potential of higher diamondoids and ultradispersed detonation nanodiamond.

Biological applications of nanodiamond and diamondoid-based hybrids

Nanoparticles of various origins are now intensively examined for biological applications such as imaging, diagnostic, or drug delivery. The inevitable requirements when employing nanoparticles in bioapplications are: (i) control of surface properties, (ii) proper dispersion in physiological solutions, (iii) biocompatibility criteria, (iv) efficient and selective targeting of intracellular locations. The interest of nanoparticles for biological applications is highly dependent on their sizes, shapes, purities and their mode of administration and elimination. Ultradispersed detonation nanodiamond has been studied for biomedical use due to its small primary particle sizes (4 to 5 nm at best) and retention of high cellular viability. This work has been comprehensively surveyed. 3,7,115 In general, the features of detonation nanodiamond that are accurately controlled are their aggregation state, surface chemistry as well as localization and accumulation within the body. Comparisons between in vitro and in vivo testing for biocompatibility is also required before the full biomedical potential of detonation nanodiamond can be realized.

114 W. S. Detonation nanodiamond, when accurately pretreated can be a versatile platform for the controlled functionalization and delivery of therapeutics in the form of hydrogels.116 Specifically prepared detonation nanodiamond has been employed and before coating the drug onto the nanodiamond, the chemical nature and purity of the material had been investigated with FTIR, Raman spectroscopy, thermogravimetric analysis and TEM, to establish that the size of the NDs was in the range of 2-8 nm and its purity was over 90 wt %. Such nanodiamond mixture was functionalized at the surface with hydroxyl and carboxyl hydrophilic functions. As such, this material can serve as a chemotherapeutic drug carrier.

Doxorubicin hydrochloride (DOX), an apoptosis-inducing drug was coated on nanodiamond or embedded into nanodiamond aggregates and introduced into living cells. A stable dispersion of the nanodiamond in water (<100 µg/mL) has been achieved via mild ultrasonication. Because the nanodiamond material is negatively charged (NDCOO -) and doxorubicin ions (D-NH 3 + ) are cationic, the interaction between nanodiamond material and DOX might have appeared to be straightforward. However, DOX ions were not easily adsorbed by the nanodiamond mixture due to the high aqueous dispersibility of both cations and anions. To yield DOX-ND (doxorubicin hydrochloride-nanodiamond) composites precipitating from their aqueous suspension upon centrifuging, the addition of salts such as NaCl was necessary. Without the addition of NaCl, less than 0.5 wt % of DOX could be adsorbed onto the nanodiamond. Conversely, 10 wt % adsorption of DOX on nanodiamond was achieved with the addition of NaCl (10 mg/mL).

Reversible release of DOX from nanodiamond could be achieved by desalination. To check nanodiamond movement as drug carriers into living cells, fluorescent FITC-linked poly-L-lysine was also coated onto the material (10 wt %) via a physical adsorption mechanism analogous to the adsorptive mechanism employed for DOX-ND interfacing. The cells were grown with the fluorescent agent modified nanodiamond and many of the fluorescent ND aggregates were detected inside the cells by confocal imaging within 10 h of incubation. The biocompatibility of such modified nanodiamond for use as drug delivery material was investigated in vitro by examining the cellular response towards incubation with unmodified precursor nanodiamond. Cell viability during growth in culture media was monitored at 24-72 h, and the response of genes involved in inflammation was also assessed. Specifically, interleukin-6

(IL-6), tumor necrosis factor α (TNFα), and inducible nitric oxide synthase (iNOS) expression were evaluated, which all confirmed sufficient nanodiamond biocompatibility. DOX-ND composites have been applied toward the HT-29 human colorectal cancer cell line. Cell viability assays were done using seeded HT-29 human colorectal adenocarcinoma cells in which nanodiamond was added at a final concentration of 25 µg/mL. No difference was seen in cell viability when cells were grown in the presence of unmodified nanodiamond, which supported the biocompatibility of the material. 117,118 Conversely, in the presence of doxorubicin alone at a concentration of 2.5 µg/mL, or of DOX-ND at concentrations of 2.5 and 25 µg/mL, respectively, a significant decrease of cell viability was observed. The effect of the doxorubicin was attenuated through ND mediated DOX sequestering. Therefore, nanodiamond "can serve as concentration-tuning substrates that can be interfaced with a chemotherapeutic drug while further serving as stabilization matrices to preserve drug functionality", 116,119 in vivo studies confirmed their interest. 120 A frustrating limitation of detonation nanodiamond modified by adsorption or conjugation of bioactive species is the absence of precise molecular characterization of the hybrid construction.

Conversely, functionalized lower diamondoids have been used to build molecularly well-defined composite edifices. Simple adamantane derivatives have long been known for their antiviral activity against Influenza A, and HIV viruses (Fig. 1.5). 121,122 Bio-properties of adamantane derivatives are also associated with central nervous system (against Parkinson's and Alzheimer's diseases), and some antimicrobial, anti-inflammatory and antifungal activities have been recognized. 78,123 Conversely, only a few derivatives of higher diamondoids have been investigated for biological and pharmaceutical potential use. 124 Adamantane, diamantane, and triamantane motifs can be introduced into DNA by chemical and enzymatic methods. 125 This was achieved by the synthesis of diamondmodified triphosphates and phosphoramidites from the lower brominated diamondoids 2, 12, and 34 via 1-O-diamondoid-yl-4-O-propargyltriethylene glycol. These artificial nucleotides were then incorporated into DNA in two ways, either DNA polymerase or automated solid phase synthesis. Remarkably, the βconformation of DNA double helix is tolerated by the diamond-modified nucleotides. 125 Organohybrid structures have been studied that combine diamondoids and sugar supramolecular rings cyclodextrins (CDs). Inclusion complexes of CDs can form host-guest pairs for which stability is mainly determined by the shape and hydrophobicity of the guest molecules. Several inclusion complexes of both hydrophilic lower diamondoid-carboxylic acids 126 and their 5-aminoisophthalic acid derivatives (Fig. 1.6(a), top) with β-CD and γ-CD (7-membered and 8-membered sugar ring molecules, respectively) have been studied and characterized. 127 Due to their hydrophobicity and symmetry, it was expected that the cages of these diamondoids would be excellent guests for CDs. In addition, no inclusion of the pendant hydrophilic aromatic moiety (R) in the CDs cavity is expected. All modified diamondoids studied have been shown to interact with β-CD, but only the bulkiest ones (mainly triamantanes) interacted with γ-CD. γ-CD is more flexible than β-CD, and in solution the cavity of γ-CD partially collapses. Therefore, its tendency to replace internal hydration water with a suitable hydrophobic guest is significantly reduced. The stoichiometry of host-guest complexes was found to be 1:1 and their interaction is endothermic in each case, with increasingly negative ΔH for the larger diamondoid acids. 124 See reference 2 for an overview of the main studies and patented works. 125 pores. The result of this work is a biocompatible controlled release system that can exploit enzymatic specificity for controlled delivery of small molecules.

Polymeric diamondoid materials

Unsaturated lower diamondoids derivatives have been used for polymerization and copolymerization with the objective of transferring some diamond properties to the polymeric materials obtained. 34 1-Ethynyladamantane, 1,3-diethynyladamantane, 129 and 1,4-, 4,9-and 1,-6diethynyldiamantane 130 have been synthesized and oligomerized, polymerized or co-polymerized, to eventually give thermoset resins thermally stable above 450 °C from an adamantane framework, and 500 °C from a diamantane. Diamondoids have been also incorporated as co-monomers which increase the rigidity and thermal stability of light emitting polyolefins. 131 Thus, these polymers show good solubility, and the incorporation of an adamantane unit in the repeating motif significantly increases the Tg and Td of the polymers. The adamantane unit is an efficient π-conjugation interrupter and prevents interchain interactions. Blue or green light emission and low turn-on voltages were obtained from a single-layer LED fabricated from the polymers. 131 Besides modified polyolefins, several polycondensation polymers such as polyamides and polyimides have also been produced with diamondoids in the main chain. In most recent studies, various uses of diamondoid derivatives have been envisioned. 1,3,5,7-Tetrabromoadamantane 5 was employed to synthesize 1,3,5,7-tetrakis(4-aminophenyl)adamantane that was then used as cross-linker for the incorporation of adamantane into a commercial epoxy resin network. 134 A new epoxy material obtained exhibited, as expected, superior thermal properties (high glass transition temperatures) with low dielectric constants in the GHz frequency range. Not only polymers with diamondoids within the main chain backbone can be prepared, but also polymers containing side-chain adamantane. 135 1-Adamantylacrylate, 1-vinyladamantane, and 1-diamantylacrylate were employed respectively in atom-transfer radical-polymerization (ATRP), cationic, and free radical polymerization. Soluble colorless polymers of rather low molar masses, containing pendant diamondoid moieties, were synthesized and characterized. The materials exhibited an unusual combination of moderately high refractive index with low optical dispersion, making the polymers potentially applicable as thin film specialty optical plastics. 135 An even simpler way of using diamondoids in making new polymer materials is to use them as additives; this has been done, for instance, for polypropylene and polycarbonate polymers, for which they can behave as plasticizers or antiplasticizers. 136

Molecular mechanics and electronics innovations from diamond nanoassembly

Higher diamondoids and detonation nanodiamond inherit a lot of the attractive properties of bulk diamond such as superior hardness and Young's modulus, optical properties and fluorescence, high thermal conductivity and electrical resistivity. 115 However, degradation in properties can occur when impure or aggregated nanodiamond is used, emphasizing the necessity to control the dispersion of properly functionalized materials. In this respect, the use of diamondoids has been demonstrated to give very innovative applications in molecular mechanics and electronics.

[121]Tetramantane-6-thiol (of the family of diamondoids 148-150) has been used to form large areas of self-assembled monolayers (SAMs) on silver and gold surfaces (Fig. This unusual property was explained by negative electron affinity (NEA), 139,140 in conjunction with strong electron-phonon scattering within the monolayer. 141 To demonstrate the peculiar role of a monolayer of functionalized diamondoids as opposed to a thin film of pristine diamondoids, a comparison of

[121]tetramantane-6-thiol SAMs with [121]tetramantane films had been also explored. 137 The spectrum of a [121]tetramantane film shows a small peak at low kinetic energy, in marked contrast with the data for [121]tetramantane-6-thiol. The poor electron conductivity within the thicker films versus that through the monolayers, and the role that the thiol groups play in the SAM samples could be the origin of this difference. In particular, the strong electron emission does not occur solely from the diamondoid surface, but the metal substrate is also intimately involved in the process. By analyzing photoemission 138 Electron emitters materials are of interest because electrons emitted into vacuum can be precisely controlled and integrated into devices. One of the challenges in the field is to develop large, uniform surfaces that emit electrons with a sharp energy distribution. 139 For electrons the energy level in vacuum is lower than those of diamond conduction bands, meaning that at surfaces with NEA, electrons excited into the conduction band will spontaneously be emitted into vacuum even at low temperature. spectroscopy data the mean free path for scattering was estimated. 137 The mean free path measurement demonstrates that diamondoids SAMs do have a much shorter interaction length than most of the known related materials.

In the exciting field of molecular machines, diamondoid structures can have various functions owing to their specific rigidity and sphericity. This is well-illustrated in the pertinent following examples. A modified diamantane, 4,9-bis(4-iodophenyl)diamantane has been used to build one of several nanostructures that emulate macroscopic gyroscopes within a rigid crystalline environment (Fig. The key elements for the construction of a molecular gyroscope are a rotator, a stator, and an axle that joins them. 143 Solid state 2 H NMR has shown that the rotary dynamics of nanogyroscopes depend primarily on steric shielding. While structures ending with triptycyls are static, molecular gyroscopes with trityl groups display 180 ° rotation with rates of ca. 500 Hz at 300 K, and compounds with tert-butylsubstituted trityl frames reach rates about 100 MHz at the same temperature. 142 The motifs used as rotators can show very different dynamics. Thus, two-fold phenylene and three-fold diamantane rotators were first deduced by comparison of a normal 13 C CP-MAS spectrum and one acquired with dipolar dephasing at 25 • C. It was shown that despite their proximity and sharing a close environment, the diamantane group rotates ca. 20,000 times faster than the phenylenes at 300 K. These observations support the notion that the more cylindrical high order rotators should have much faster rates in solids.

In the search for miniaturizing devices and machines, a family of "nanovehicles" termed "nanocars" has been developed which can translate on surfaces with controlled directionality. These "nanocars" in comparison with their macroscopic analogues also consist of a chassis, axles, and wheels. The synthesis of fluorescent nanocars equipped with adamantane wheels was reported (Fig. 1.8b), 144 and their behaviors were analyzed by single-molecule imaging SMFM, single-molecule fluorescence microscopy).

The nanocars were imaged using 4,4-difluoro-4-bora-3a,4a-diaza-s-indacene (BODIPY) as the chromophore. The BODIPY was rigidly incorporated into the molecule chassis via acetylenic crosscoupling. For the adamantane four-wheeled nanocar, the percentage of moving nanocars and the diffusion constant show a significant improvement over p-carborane-wheeled nanocars with the same chassis. 144 The mobility of the nanocars was determined from fluorescence images taken as a function of time. Each series of time-lapse images contained twenty frames and was analyzed taking into account phenomenon of photo blinking and photo bleaching of fluorescent molecules. The interaction energy between the chosen wheels (diamondoid or carborane) and the glass substrate determines the mobility of the nanocars (weak van der Waals forces or hydrogen bonding, respectively). The final results are consistent with a wheel-like rolling motion associated to the sphericity of adamantane.

Synthetic and catalytic applications associated to modified diamondoids

The synthetic applications of diamondoids in catalysis are promising since the existing examples of decorating phosphines with adamantyl 145,146 or diamantyl 147 fragments have given spectacular results in terms of catalytic efficiency and scope. The bulky electron-rich framework provided by these sp 3 -C polyalkyl fragments is highly useful for activating valuable chloride substrates, in cross-coupling reactions. The stability conferred by the carbon cages provides also metal catalytic systems with an enhanced life-time even at high temperature in solution, or under gas high pressure. In line with these results, decorating carbenes with diamondoid fragments for catalysis has been also briefly investigated. 148 Organocatalysts incorporating adamantane have also been proven highly promising. In particular, the chiral tetrapeptide platform (A) incorporating an artificial aminoacid, γ-aminoadamantanecarboxylic acid, is an efficient organocatalyst for enantioselective kinetic resolution of trans-cycloalkane-1,2-diols (Fig. 1.9, left). 149 The kinetic resolution of chiral trans-cycloalkane-1,2-diols is challenging and limitations exist even with enzymatic approaches. The tetrapeptide A, synthesized by automated solid-phase peptide-coupling methods, stereoselectively transfers acyl groups onto trans-cycloalkane-1,2-diols with enantiomeric excess above 99%. This chemical kinetic resolution currently provided some remarkably high selectivity for such a reaction, and this derives from the rigid and lipophilic adamantyl γ-amino acid. A structural selectivity model was determined from a molecular dynamics search for low-lying conformations of the organocatalyst/ acylium ion adduct. The N-π-methylhistidine moiety is responsible for the acyl transfer while the hydrophobic proximal groups provide some key interactions with the substrate.

The absence of secondary structure in the free catalyst strongly suggests that the determining factors for stereoselection are established within the complex formed from the charged acylium ion and the peptide catalyst: the two homochiral C* stereogenic centers determine the final stereochemistry.

Conclusion

Synthetic modifications of adamantane and diamantane are well developed. Their applications have covered multidisciplinary studies, including fields such as biology, materials, electronics, and catalysis.

Therefore the versatility of diamondoids has been already largely proven, and further exciting development are achievable. The present bibliographical chapter constitutes a valuable foundation for the carbon-metal organohybrid construction we aim based on functionalized diamondoids. 
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Introduction

Nanometre-sized particles possessing a perfect diamond cubic lattice are fascinating molecules that have recently been employed for applications that span the fields of organic and inorganic chemistry, physics, materials science, bioengineering, medicine and beyond. [1][2][3] The term ''diamondoid'' has been used to name cage hydrocarbon molecules of a size larger than adamantane (C 10 H 16 ) that are totally or mostly superimposable on the cubic diamond lattice. 4 In this context most diamondoids are unique hydrocarbon nanostructures that can be described as fully hydrogen-terminated nanometre-sized diamonds (Scheme 1), and they have rightly been termed nanodiamonds (or molecular nanodiamonds), as opposed to detonation nanodiamond 2,3 for which a clearly defined surface functionalization is particularly challenging. Thus, among diamondoids the family of polymantanes includes molecules that can only be formed by the face-fusing of adamantane units, sharing six carbon atoms per pair of adamantane units. The polymantanes form a series of which the smallest molecules are called lower diamondoids. For adamantane through triamantane the general formula (C 4n+6 H 4n+12 ) does not comprise isomers whereas the next higher member of this series (C 22 H 28 ) corresponds to four tetramantane stereoisomers (Scheme 1), including one pair of enantiomers. Diamondoids are very stable and possess carbon atoms of different but precisely defined ''environments'' (as exemplified in Scheme 1 with diamantane). As a consequence, their surface functionalization is expected to be conducted accurately by chemical means.

The Baeyer system is used for IUPAC naming of polycyclic hydrocarbons, including diamondoids and polymantanes. 5 For naming polymantanes, which are regularly repeating fused adamantane units, the Baeyer system can be advantageously substituted by a nomenclature introduced by Balaban and Schleyer. 4 Indeed, for instance, diamantane is named pentacyclo-[7.3.1.1. 4,12 .0. 2,7 0 6,11 ]tetradecane in the Baeyer system. In contrast, Balaban and Schleyer nomenclature system is based on graph theory and thus considers a step by step growth of adamantane cages. With this convenient convention the first lower diamondoids, after adamantane, are named [1]diamantane, [12]triamantane and [121]tetramantane (anti-tetramantane), and the higher diamondoids are easily pictured following the vectors indicated in brackets for adding further cages; this was nicely illustrated recently by Filik. 6 From a historical perspective, adamantane was identified in 1933 from a sample of petroleum collected in Czechoslovakia. 7 It was a real breakthrough for alkane chemistry when Landa showed that adamantane reacts with neat bromine at room temperature to give the tertiary monobromo derivative almost quantitatively. 8 Efficient synthetic preparation of lower diamondoids has been reported for adamantane 9 and for diamantane; 10,11 the latter hydrocarbon was also isolated from petroleum. 12 In 1966 the challenging synthesis of triamantane was also reported. 13 The first higher diamondoid was synthesized in 1976: anti-tetramantane {= [121]tetramantane} received this name from its structural similarity to butane in its anticonformation. 14 Schleyer reported a perspective on this period of synthetic success, which has ended with the synthetic attempts of higher diamondoids. 15 This journal is © The Royal Society of Chemistry and the Centre National de la Recherche Scientifique 2014 diamondoids preparation via carbocation rearrangements similar to those successfully devised to prepare the lower diamondoids failed, 16 apparently blocked by the large number of possible intermediates and the complex reaction pathways involved in the processes. Nevertheless, higher diamondoids up to hexamantane (C 30 H 36 ) have been shown to exist in petroleum on the basis of gas chromatography/mass spectrometry analysis. 17 It was suggested later that diamondoids may occur largely in all petroleum sources and thus may be used as decisive indicators of natural oil cracking. 18 The breakthrough evidence of diamondoids' ubiquity in oils and fuels was provided in 2003 through the isolation and identification of twenty-one different higher polymantanes by HPLC techniques. 19 Additionally, there is a method akin to chemical vapour deposition that yields higher diamondoids, albeit in low yields. 20 Lower diamondoids are low-strained, and kinetically as well as thermodynamically very stable. These characteristics are accompanied by high melting points in comparison to other hydrocarbons; for adamantane, diamantane and tetramantane, melting points are estimated between 220 and 270 1C (they fairly easily sublime at room temperature under normal or low pressure). Solubility limits of adamantane and diamantane in liquid organic solvents at 25 1C (alkanes, benzene, etc.) have been reported. 21 Commonly used spectroscopic methods to analyse diamondoids are NMR, FT-IR and Raman spectroscopy; 6 Raman spectra of lower diamondoids have been reported. 22 The vibrational spectra of diamondoids have been compared with macroscopic diamond entities such as nanocrystalline and bulk diamond. 23 A significant difference is found in the CCC deformation vibration corresponding to ''cage-breathing'' modes, which produce the highest intensity Raman signals in the spectral region below 800 cm À1 .

Stimulated by the perspective of a transposition of the properties of diamond in the nanoscale range, a large body of work has been devoted to the development of methods to selectively and efficiently functionalize diamondoids. These efforts have generated a great number of molecules having high potential for applications in biology, polymer chemistry, molecular electronics, molecular mechanics, synthesis and catalysis. We review herein the most practical functionalizations of lower diamondoids together with the related applications of the resulting compounds in the transdisciplinary fields mentioned above.

Direct functionalization of diamondoids

Halogenation

The functionalization of adamantane (1) is more selective than for polymantanes because there are only two different types of C-H bonds (Scheme 1). Monofunctionalized adamantane derivatives at a bridgehead tertiary carbon with all possible halides have been reported. [24][25][26] Bromination and dibromination of 1 with Br 2 in the absence or presence of aluminum Lewis catalyst leads directly to 1-bromoadamantane (1-1) and 1,3-dibromoadamantane, respectively. 27 The bromination of diamantane (2) is a more intricate process (Scheme 2). When using Lewis acid catalysts the conditions have to be tuned to improve the selectivity for one of the three isomers obtained: 2-1, 2-2 and 2-3. Neat Br 2 selectively gives 1-bromodiamantane (2-1) in 80% yield, 28,29 while the apical isomer 4-bromodiamantane (2-3) forms in the presence of traces of AlBr 3 with tert-butyl bromide in 58% yield albeit in a mixture with 2-1. 29 Radical bromination of diamantane under phase transfer catalytic (PTC) conditions with CBr 4 and NaOH/n-Bu 4 NBr predominantly gives 2-1 (56%), some 2-3 (23%) and traces of the secondary-C functionalized 3-bromodiamantane (2-2) (11%). 30 The latter can be prepared in 47% overall yield in two steps from 3-diamantanone. 31 A mixture of 1-chlorodiamantane (2-4) and 4-chlorodiamantane (2-5) ensues in moderate yield (25%) from the reaction of 2 with CrO 2 Cl 2 in CCl 4 , with 1-hydroxydiamantane as the side product. 32 The synthesis of secondary-C functionalized 3-chlorodiamantane (2-6) is possible in three steps from 2 via 3-diamantanol formation followed by chlorination with SOCl 2 (yield 49%). 33 1-Iododiamantane (2-7), 4-iododiamantane (2-8) and 3-iododiamantane (2-9) form in the direct iodination of 2 under PTC conditions with CHI 3 and NaOH in CH 2 Cl 2 . 30 Compound 2-7 is the major halide formed in 39% yield. Fluorodiamantanes 2-10 Peter R. Schreiner (b. 1965) studied and received his Dr. rer. nat. (1994) in organic chemistry at the University of Erlangen-Nu ¨rnberg (Germany) and a PhD (1995) in Computational Chemistry from the University of Georgia (UGA), USA. He was assistant professor in Go ¨ttingen and associate professor at UGA before accepting the chair of organic chemistry at the Justus-Liebig University Giessen (Germany) in 2002, where he serves also as Vice President for Research. P. R. Schreiner received the Dirac Medal (2003) and the ADUC-Prize (1999). He was bestowed with honorary lifetime memberships of the Israel (2009) and the Polish (2013) Chemical Society. In 2013 he became a member of the German National Academy of Science (Leopoldina). In the little spare time he has, he enjoys playing fierce tennis matches and loud rock music. and 2-11 are obtained in excellent yields from the corresponding bromides 2-1 and 2-3, respectively; AgF is used as the fluorinating agent in cyclohexane, and alternatively the corresponding hydroxylated diamantanes can also be used as precursors for reactions with diethylaminosulfur trifluoride (DAST). 34 Triamantane, tetramantane, and pentamantane bromides and fluorides have been also synthesized. 35 Fluorotriamantanes are obtained by treatment of hydroxylated analogues 36 with DAST. 34 From anti-tetramantane treated with Br 2 the access to dibrominated analogue is possible in a modest 17% yield. 36 [1(2,3)4]-Pentamantane is the higher diamondoid which has been efficiently functionalized with halides and surprisingly reacts more selectively with electrophiles than triamantane and anti-tetramantane. This pentamantane gives in multistep reactions overall yields of 25 to 75% of mono-or dibrominated products. 37 

Peter R. Schreiner

Hydroxylation

The hydroxy derivatives of 1 can be obtained either by hydrolysis of the corresponding halides or by direct functionalization of 1; mono-, di-and tetrahydroxylated adamantanes have been made. [38][39][40] Scheme 3 summarizes the main methods for the preparation of hydroxylated diamantanes. 1-Hydroxydiamantane (2-13) forms in 23% to 82% yield upon treatment of 2 with various oxidants (m-chloroperbenzoic acid, Pb(OAc) 4 , dimethyldioxirane, nitric acid), among which HNO 3 is the most efficient. 32,36 Concomitant formation of 4-hydroxydiamantane (2-12) and 4,9-dihydroxydiamantane (2-14) in low yields (5-13% and 6-11%, respectively) generally occurs; these can be separated by silica gel chromatography. 1,4-Dihydroxydiamantane (2-15) can be synthesized via treatment of 2 with HNO 3 via 1,4-dinitroxydiamantane as an isolatable intermediate (overall yield of 2-15: 30%). 36 Other hydroxy derivatives can be obtained such as the species functionalized on a secondary-C 2-16 and 2-17. 31,33 2-Methyldiamantan-2-ol (2-17) is accessible in 93% yield from a Grignard reaction of 2-diamantanone; the latter can alternatively be reduced by LiAlH 4 for the formation of 2-16 (73%). The oxidation of triamantane (3) with HNO 3 is also appropriate to produce the mono-or dihydroxylated analogues. 36 Conditions to yield the monohydroxylated 35,41 and dihydroxylated [121]tetramantanes have been reported via the hydrolysis of bromide or nitroxy precursors. 37,42 Similarly, the mono-and dihydroxylated [1(2,3)4]pentamantanes can be obtained. 37 

Metallation and coupling

A limited number of metallated diamondoids have been prepared, mainly from adamantane (1) (Scheme 4). Grignard reagent 1-adamantylmagnesiumbromide (1-3) has been obtained in 60% yield from the reaction of 1-bromoadamantane 1-1 with an excess of magnesium in the presence of BrCH 2 CH 2 Br in Et 2 O and n-Bu 2 O; THF was found to be unsuitable. 43 1-Adamantyl lithium (1-4) and its congeners 2-adamantyl lithium as well as 1-diamantyl lithium have been directly synthesized from the reactions of their chloride precursors with lithium metal in pentane (82, 85 and 76% respectively). 44 In these reactions the Metallated derivatives are intermediates in the diamondoid couplings with sodium (Wurtz reaction). Simplest coupled 1,1-diadamantyl (1-5) resembles part of the diamond lattice and may be viewed as a diamondoid of larger size. Recently prepared coupled higher diamondoids represent even larger nanodiamond particles and contain extremely long C-C bonds. 45 For instance coupling of the respective bromo derivatives of diamantane 2-1 and tetramantane 4a-1 gives diamondoid 4a-2, which contains the C-C bond of 1.71 Å lengths, the longest so far observed in alkanes. 46 Despite pronounced geometrical distortions coupled diamondoids display high thermal stabilities.

Carboxylation

The preparation of 1-adamantane carboxylic acid (1-6) utilizes the Koch-Haaf reaction of adamantane derivatives with formic acid in sulfuric acid. 47 The carboxylation of diamantane derivatives is accompanied by an intermolecular hydride transfer reaction, which results in the formation of a mixture of apical and medial diamantane carboxylic acids. The selective conversion of the 4-bromodiamantane (2-3) to the diamantane-4-carboxylic acid (2-18) is possible under high dilution conditions that prevent the intermolecular hydrogen exchange (Scheme 5). 48 The Koch-Haaf carboxylation was recently applied for the preparation of triamantane, tetramantane, and pentamantane carboxylic acids in good yields. 49 The diamondoid polycarboxylic acids are useful as 3D-building blocks, and can be prepared through C-H-photocarbonylation or, better, through hydrolysis of the corresponding nitriles, as was demonstrated in the preparation of adamantane-1,3,5,7-tetracarboxylate (1-7). 50 For higher diamondoids direct Koch-Haaf carboxylation allows preparation of [1(2)3]tetramantane-7,11,17-tricarboxylate (4b-1), which can be used as a building block for various tripodal rigid surface anchors. 51 

Amination, amidation, and nitration

The development of acetamide and amine derivatives of adamantane has been motivated by their pharmacological applications that have been recently reviewed. 52 Monoaminodiamantanes (Scheme 6) and their derivatives have been prepared from diamantane (2), via 1-bromodiamantane (2-1), 4-bromodiamantane (2-3), 1-hydroxydiamantane (2-13), and 4-hydroxydiamantane (2-12). Compounds 2-13 and 2-3 can be converted in one step to the corresponding carboxylic acids, which further form intermediary carbamates that can then be hydrolysed to 1-amino-and 4-aminodiamantane (2-20) and (2-21) with overall yields of about 20% and 40%, respectively. 53 1-Bromodiamantane (2-1) gives 1-acetamidodiamantane (2-22) by a Ritter reaction (using CH 3 CN/ H 2 SO 4 ), 2-22 after hydrolysis forms 2-23 as the hydrochloride salt of 2-20 (overall yield 55%). 53 Aminodiamantanes 2-20 and 2-21 form in good yields (63 and 93%, respectively) by acidic exchange of the hydroxyl groups of diamantanols 2-13 and 2-12, respectively: treatment with chloroacetonitrile-H 2 SO 4 in acetic acid gives 2-24 and 2-26, which can be cleaved in the presence of thiourea. 53 Aminodiamantanes 2-20 and 2-21 react with m-chloroperbenzoic acid in dichloroethane to give the nitro-functionalized compounds 2-25 and 2-27 in 74% yield. 54 4,9-Diamino-and dinitrodiamantane have been also described. 53,54 

Phosphorylation and phosphination

Diamondoids substituted with alkyl phosphines are ligands for transition metals with exceptional properties. Adamantane (1) can be used for the formation of di(1-adamantyl)phosphinic acid chloride (1-8), which provides access to the organophosphorus compounds di(1-adamantyl)phosphine (1-9) and di(1-adamantyl)chlorophosphine (1-10) (Scheme 7). 55 They are obtained in excellent yields of above 85% on a scale of several grams. Compound 1-10 is ideal for generating trialkyl phosphine 1-12. [56][57][58] Another synthetic pathway to adamantylalkylphosphines is the reaction of halophosphines with the precursor adamantyl magnesium bromide 1-3, 43 which gives the monoadamantylphosphine 1-11 in excellent 86% yield, but the diadamantyl analogue 1-12 only in moderate 30% yield. 59 1-Bromoadamantane (1-1) treated with a large excess of PCl 3 in the presence of AlBr 3 leads to 1-adamantyl phosphonic acid dichloride (1-13) in 94% yield on a several grams scale. 60 1-Adamantyldichlorophosphine (1-15) can be prepared in 68% overall yield from 1-13 through reaction with Lawesson's reagent via 1-adamantyldichlorophosphine sulphide (1-14). 61 The primary phosphine 1-16 is an oily product obtained in 75% yield from the reaction of dichlorophosphine 1-15 with LiAlH 4 . 62 4-Diamantylphosphonic acid dichloride (2-28) and di-4-diamantylphosphinic acid chloride (2-29) are prepared from 2 in 22% and 59% yield respectively, 63 and 2-29 can be further reduced with HSiCl 3 to its corresponding secondary phosphine (84%), which is highly oxygen-sensitive. The triamantylphosphine analogues of the latter have been also synthesized. 62 

Olefination and alkylation

Diamondoids substituted with olefinic moieties can be used as monomers in polymerization reactions. Unsaturated compounds such as vinyldiamondoids are also expected to play a role in the immobilization of organic molecules on semiconductors for nanoelectronics. The preparation of 2-adamantylbutadiene-1,3 (1-19) (Scheme 8) 64 was conducted from 1 via the selective photochemical preparation of 1-acetyladamantane (1-17), 65 followed by oxetane 1-18 formation and a dehydrating ring opening catalysed by p-toluenesulfonic acid. Adamantyl-1-carbaldehyde (1-20) undergoes a Wittig reaction to give 1-vinyl adamantane (1-23) in 65% yield. 66 Alternatively, the adamantyloxirane 1-21 forms in excellent yield from adamantane-1-carbaldehyde, and its acidic ring opening (HBr-H 2 SO 4 ) leads to 1-adamantyl-1,2dibromoethane (1-22), which is debrominated to 1-23 (using Zn in DMF at 150 1C) with an overall yield of 72%. 67 Photoacetylation has been also successfully used on the diamondoids, e.g., for 2 to prepare acetyldiamantane 2-30, which allowed the preparation of diamantylbutadiene 2-32 in 94% overall yield via the formation and ring-opening of the corresponding oxetane 2-31. 68,69 1-Vinyldiamantane (2-36) has been obtained from diamantane acetic acid 2-33, after reduction to the alcohol 2-34, subsequent bromination to 2-35, and then its dehydrobrominationthe overall yield of 2-36 was 62%; 67 Its 4,9-divinyl substituted cousin was obtained similarly. Dehydration of 2-17 can be achieved at 135 1C in the presence of H 3 PO 4 to give 2-37 in 86% yield.

Diamondoids substituted with simple alkyl fragments are of practical value for biomedical applications. 52,70 For instance, 3,5-dimethyladamantyl-1-amine, also called Memantine s , has been found to give some symptomatic improvement in moderate to severe Alzheimer's disease. 70b Diamondoid halides are useful alkylation reagents. 1-Bromoadamantane (1-1) undergoes reaction with alkyl Grignard reagents R-MgBr (R = Me, Et, CH 2 Ph) to yield in moderate to good yields compounds 1-24-1-26 (Scheme 9). 71 Multistep polyalkylation conditions can also give, for instance, 1-27 and 4,9-dimethyldiamantane. Compound 1-24 can also be obtained in 94% yield by reaction of 1-fluoroadamantane with AlMe 3 . 72 1-Methyldiamantane (2-38) forms in 90% yield from bromide 2-1 by reaction with CH 3 MgBr. 71 Isomeric 2-methyldiamantane (2-39) can be obtained in 85% yield from hydrogenation of olefin 2-37 catalysed by PtO 2 under H 2 pressure. 33b

Thiolation

Incorporation of thiol groups into diamondoids allows their attachment to noble metal surfaces to form self-assembled 

Unequal difunctionalization of diamondoids

The synthesis of diamondoids having two different reactive functions is a requirement for their use as platforms or linkers.

Step by step building of composites can be envisaged based on the differences in reactivity of the functions.

Di-and polyfunctionalized diamondoid halides

Unequally substituted di-and polyhaloadamantanes have been synthesized by successive multistep reactions under PTC conditions. 74 Stepwise iodination with iodoform and bromination with CBr 4 of 1-chloroadamantane (1-2) (Scheme 11) 75 led successively to the formation of 1-chloro-3-iodoadamantane 1-30 (30%) and 1-chloro-3-bromo-5-iodoadamantane 1-31 (35%) as a racemic mixture. 74 Chlorination of 1-fluoroadamantane (1-32) with CCl 4 gave 1-33 (20%), which was brominated to give 1-34 (21%), which was iodinated with n-C 6 F 13 I to give the remarkable tetrahalide 1-bromo-3-chloro-5-fluoro-7-iodoadamantane (1-35) (65%). 74 Following this strategy, successive iodination and bromination of 1-fluoroadamantane (1-32) provided first 1-fluoro-3-iodoadamantane (24%) and then 1-fluoro-3-bromo-5-iodoadamantane as a racemic mixture (35%). 74 3-Bromoadamantan-1-ol and 3-chloroadamantan-1-ol have also been synthesized and isolated en route to 1,3-diiodoadamantane, which is obtained by addition of hydroiodic acid to any of those compounds. 76 The selective protection of one of the hydroxyl functions of 4,9-dihydroxydiamantane (2-14) by a fluoroalkyl ether function is performed with CF 3 CH 2 OH in the presence of 20 mol% CF 3 SO 3 H to give compound 2-43 (Scheme 12). This selective protection is very important as 2-43 is the precursor for the synthesis of a great number of unequally difunctionalized diamantanes and especially diamantane bromides and fluorides. 41 Selective bromination of 2-43 at the hydroxyl position with SOBr 2 gives 2-44 (97%), which is further converted with AgF in cyclohexane to 2-45 (86%). 34 The hydroxyl group of 2-43 can also be protected by an acetoxy group with CH 3 COCl in pyridine to consecutively give halides 2-46 (63%) in reaction with BBr 3 and 2-47 (88%) in reaction with AgF. Fluorodiamantanol 2-48 is obtained in high 92% yield from 2-47 deprotected in excess of NaOH. The amido-protected analogue of 2-43 gives access to the amido-halides 2-49 (97%) and 2-50 (90%) by using consecutively BBr 3 and AgF. 34 Amino and nitro groups can also be introduced to form the difunctionalized amino-halides 2-51 (58% from its hydroxy analogue reacted with SOBr 2 ), and 2-52 (72% from 2-50 and thiourea), and the nitro-halides 2-53 (83% from hydroxy analogue with SOBr 2 ) and 2-54 (86% from 2-53 and AgF). Attempts to synthesize the amino alcohol 2-58 in one step from 2-55 by directly using thiourea mixed with acetic or trifluoroacetic acid (trying to convert the ether into a base labile ester) resulted in the predominant formation of amino ether 2-56 (93%). The diamantane amino alcohol 2-58 can be efficiently oxidized to the nitro alcohol 2-59 (89%) by using m-chloroperbenzoic acid in 1,2-dichloroethane. Clean conversion of 2-58 to the corresponding amino acid 2-61 is more difficult (overall yield 34%) but possible via the formation of the methyl ester 2-60 (38%), subsequently hydrolysed in concentrated hydrochloric acid.

Applications of functionalized diamondoids

We illustrate herein a selection of salient recent examples of the various fields of applications in which lower diamondoids (adamantane to triamantane derivatives) have been successfully employed.

Homogeneous and heterogeneous catalysis

The applications of diamondoids in homogeneous and heterogeneous catalysis for organic synthesis by transition metals are attractive. Phosphine ligands bearing adamantyl 77 or diamantyl 78 fragments (Scheme 7) have given spectacular results in terms of catalytic efficiency and scope in various reactions. The bulky electron-rich framework provided by the hydrocarbon cage to phosphine ligands allows for the activation of valuable organic bromide and chloride substrates in metal-catalysed crosscoupling reactions. The following selected examples illustrate this potential well. By using bis(1-adamantyl)(benzyl)phosphine (1-36) as a ligand (Scheme 14) Ko ¨llhofer and Plenio have achieved high turnover numbers (TONs) for the palladium-catalysed arylation of terminal alkynes with a variety of aryl bromides (Scheme 14). 79 Coupling of various aryl bromides with phenylacetylene was performed at catalyst loadings as low as 0.005 mol%, in excellent yields with Na 2 PdCl 4 as a catalyst and HN(i-Pr) 2 as a base and solvent. A TON of 17 200 was obtained for the reaction of the electronically deactivated aryl bromide 2-methoxybromobenzene with phenylacetylene. 79 The same authors have studied heterogenization of bulky electron-rich phosphanes by attaching a bis(1-adamantyl)phosphanyl group to a monomethyl polyethylene glycol ether support. They formed a polymeric phosphane (Ad 2 P-MeOPEG) soluble in water and polar solvents and insoluble in alkanes. The recoverable catalytic system, combining 1 mol% Na 2 [PdCl 4 ], 2 mol% Ad 2 P-MeOPEG, 0.7 mol% CuI, and HN(i-Pr) 2 as a base in DMSO at 75 1C, allowed the arylation of phenylacetylene, 1-octyne, and trimethylsilylacetylene with various activated and deactivated aryl bromides in excellent yields. 80 

Asymmetric organocatalysis

Organocatalysts incorporating adamantane (1) have also proven to be highly promising. A chiral tetrapeptide platform incorporating an artificial amino acid, g-aminoadamantane carboxylic acid, is an efficient organocatalyst for enantioselective kinetic resolution of trans-cycloalkane-1,2-diols (Scheme 15). 81 The kinetic resolution of chiral trans-cycloalkane-1,2-diols is challenging, and severe limitations exist even with enzymatic approaches (selectivity factors S o 5). The tetramer synthesized by automated solidphase peptide-coupling methods enantioselectively transfers acyl groups onto trans-cycloalkane-1,2-diols with enantiomeric excess above 99% (S c 50). This kinetic resolution currently provides the highest selectivity for these types of reactions, and this is to a large part due to the rigid and lipophilic adamantyl g-amino acid. 82 The absence of secondary structure in the organocatalyst suggests that the determining factors for stereoselection are established within the complex formed from the charged acylium ion and the peptide catalyst. The stereogenic centers of the artificial peptide determine the final stereochemistry of the diol.

Biological and medical applications

Simple adamantane derivatives have long been known for their antiviral activity against Influenza A and HIV viruses. Biological properties observed for adamantane derivatives are also associated with the central nervous system (against Parkinson's and Alzheimer's diseases), and some antimicrobial, anti-inflammatory and antifungal activities have been recognized. 52,83 Conversely, diamondoid derivatives of higher rank have been less investigated so far for biological and pharmaceutical potential use. This is clearly an oversight by the pharmaceutical industry that is likely due to the unforeseen isolation and chemical functionalization of diamondoids higher than adamantane. The large majority of derivatives where adamantane is replaced by a larger diamondoid moiety still await their preparation and utilization.

Adamantane, diamantane, and triamantane motifs can be introduced into DNA by chemical and enzymatic methods. 84 This was achieved by the synthesis of diamond modified triphosphates and phosphoramidites from brominated diamondoids. These artificial nucleotides were then incorporated into DNA in two ways, either using DNA polymerase or automated solid phase synthesis. Remarkably, the b-conformation of the DNA double helix tolerates the diamond-modified nucleotides.

Host-guest molecular recognition

Inclusion complexes of cyclodextrins (CDs) can form host-guest pairs whose stabilities are mainly determined by the shape and hydrophobicity of the guest molecules. Schreiner and Ravoo have reported the synthesis and characterization of inclusion complexes of water-soluble lower diamondoid carboxylic acids and their 5-aminoisophthalic acid derivatives (Scheme 16) into band g-cyclodextrins (b-CD and g-CD). 85 Due to their hydrophobicity and symmetry, it was expected that the cages of these diamondoids would be excellent guests for CDs, with the pendant hydrophilic aromatic moieties (R) not included in the CDs cavity. Indeed, all diamondoids studied interact with b-CD. However, only the bulkiest ones (mainly triamantanes) interact with g-CD. g-CD is more flexible than b-CD, and in solution the cavity of g-CD partially collapses. Therefore, its tendency to replace internal hydration water with a suitable hydrophobic guest is significantly reduced. The stoichiometry of host-guest complexes was found to be 1 : 1 and their interaction is endothermic in each case, with increasingly negative DH for the larger diamondoid acids.

From another approach of organohybrid design, Stoddart and Zink have built a nanocontainer based on an a-CD blocked by an adamantyl stopper (non-inclusive assembly). This container can encapsulate luminescent rhodamine B and controls its release by removal of its snap-top adamantyl ester motif via enzymatic esterase bond breaking. 86 The global system is a biocompatible controlled release system exploiting enzymatic specificity for controlled delivery of small encapsulated molecules (exemplified with rhodamine).

Polymer materials upgrading

1-Ethynyladamantane, 1,3-diethynyladamantane, 87 and 1,4-, 4,9and 1,6-diethynyldiamantane 88 have been synthesized and polymerized or co-polymerized to give thermoset resins thermally stable above 400 1C. Diamondoids have also been incorporated as co-monomers that increase the rigidity and thermal stability of light-emitting polyolefins. 89 The incorporation of an adamantane unit in the repeating motif significantly increases the T g and T d of the polymers. The adamantane unit is an efficient p-conjugation interrupter and prevents interchain interactions. Blue or green light emission and low turn-on voltages were obtained from a single-layer LED fabricated from the polymers.

1,3,5,7-Tetrabromoadamantane has been employed to synthesize 1,3,5,7-tetrakis(4-aminophenyl)adamantane that was then used as a cross-linker for the incorporation of adamantane into a commercial epoxy resin network. 90 A new epoxy material obtained exhibited superior thermal properties with high glass transition temperatures and low dielectric constants in the GHz frequency range.

1-Adamantylacrylate, 1-vinyladamantane, 1-diamantylacrylate, and 4-diamantylmethacrylate have been employed to form polymers containing side-chain adamantane and diamantane motifs, from either atom-transfer radical-polymerization (ATRP), cationic, or free radical polymerization. 91 Soluble colourless polymers of low molar masses exhibited an unusual combination of moderately high refractive index with low optical dispersion, making the polymers potentially applicable as thin film specialty optical plastics.

Diamondoids can be used as additives in polypropylene and polycarbonate polymer formulation, for which they can behave as plasticizers or antiplasticizers. 92 

Photoemission from self-assembled monolayers (SAMs)

The functionalized diamondoid [121]tetramantane-6-thiol, which pertains to the family of thiolated diamondoid derivatives (Scheme 10), has been used to form large area SAMs on silver and gold surfaces (Scheme 17). 93 Photoelectron spectra of the layers exhibited a peak at the low-kinetic energy threshold with up to 68% of all emitted electrons emitted within this single energy peak. 94 With a narrow energy distribution width of 0.3 electron volts, this source of monochromatic electrons might find application in technologies such as electron microscopy, electron beam lithography, and field-emission flat-panel displays. Comparatively, the spectrum of a [121]tetramantane film shows only a small peak at low kinetic energy. 93 The poor electron conductivity within the thicker films versus that through the SAMs, as well as the role that the thiol groups play within the samples could be the origin of this difference. Such strong electron emission does not occur exclusively from the diamondoid surface and the metal substrate is also involved in the process. Measurement of the mean free path for scattering demonstrates that such diamondoid SAMs do have a significantly short interaction length compared to the known related materials.

Molecular machines and rotors

Owing to their unique rigidity and sphericity diamondoid structures have provided decisive ''mechanical'' functions at the nanometer scale within the framework of organohybrid structures.

So-called ''nanocars'' are supramolecular structures that can translate on surfaces with some controlled directionality. 95 These ''nanocars'' incorporate wheels similar to their real-live models. The synthesis of fluorescent nanocars equipped with adamantane wheels has thus been reported (Scheme 18), and their behaviour was analysed by imaging using a method named single-molecule fluorescence microscopy (SMFM). The ''nanocars'' were imaged using 4,4-difluoro-4-bora-3a,4a-diaza-s-indacene (BODIPY) as the chromophore. A BODIPY moiety was rigidly incorporated into the molecule chassis via acetylenic crosscoupling. The mobility of the nanocars was determined from fluorescence images taken as a function of time. The adamantane four-wheeled nanocar showed a significant improvement in the percentage of moving nanocars over less-spherical carboranewheeled nanocars having the same ''chassis''. The interaction energy between the chosen wheels (diamondoid or carborane) and the glass substrate determines the mobility of the nanocars (weak van der Waals forces or hydrogen bonding, respectively). The final results are consistent with a wheel-like rolling motion associated with the sphericity of adamantane.

Diamantane has been functionalized to serve as a rotator in a so-called ''nanogyroscope'' (Scheme 19). 96 This was achieved in three synthetic steps with an overall yield of 29%. 97 4,9-Diphenyldiamantane was first obtained from one-pot Lewis acidic catalysed bromination and subsequent phenylation. Iodination of the phenyl groups at the para-position of ipso-C followed by a palladium-catalysed arylation of tritylacetylene leads to a ''nanogyroscope'' in which both phenylene and diamantane rotating units are present (Scheme 19). The interest in controlling rotary dynamics at the molecular level within a rigid crystalline environment led to this construction, with the objective of introducing diamantane as a more cylindrical group with potentially low-energy rotational barriers. Solid state NMR studies have shown that the rotary dynamics of nanogyroscopes depend primarily on steric shielding. In general, while such structures ending with triptycyls are static, analogues with trityl groups can display 1801 rotation with rates of ca. 500 Hz at 300 K. 97 Remarkably, at 300 K the diamantane group rotates 20 000 times faster than the connected phenylene groups, despite their proximity and close environment. These observations confirm that the more cylindrical high order rotators may have much higher rotational frequencies in solids.

Diamondoids as 3D building blocks for material chemistry

Functionalized diamondoids provide a unique combination of valuable features and properties for building new materials: multivalence, geometrically stiff structure, absence of p-p stacking interactions and great size of the molecular scaffold. In particular, their rigidity makes diamondoids valuable building blocks and platforms for crystal design and crystal engineering. Adamantane-1,3,5,7-tetracarboxylate (1-7, Scheme 5) is an ideal tetrahedral spacer, which was co-polymerized with Cu(NO 3 ) 2 98 or Zn(NO 3 ) 2 99 to form porous metal-organic framework (MOF) materials with a 3D channel system. Utilization of the expanded analogue of 1-7, the adamantane-1,3,5,7-tetrabenzoate (derived from 1-37, Scheme 20), retains the tetrahedral topology of MOF but comprises larger channels. 100 The MOFs based on adamantane-1,3-dicarboxylate (derived from 1-38) usually also display the 3D structures. 101 The condensations of 1-38 carboxylate derivative with different pyridyl-containing ligands give rise to various coordination architectures. 102 A novel one-dimensional (1D) metal-organic nanotube has been synthesized and characterized presenting the first independent 1D metal-organic nanotube with mesohelical structure. 103 1,6-Bis(1,2,4-triazol-4-yl)diamantane (2-62) and other ditopic adamantane and diamantane based 1,2,4-triazole ligands were used in the preparation of metal oxide-organic frameworks (MOOFs) that complement and extend the general design approaches towards common MOFs (Scheme 20). 104 

Conclusions

Diamondoids (molecular nanodiamonds) represent a unique class of chemical structures with largely untapped potential in chemistry, for the preparation of highly lipophilic pharmacologically active compounds, and as building blocks for novel carbon materials.

Here we provide an overview of their origin as well as functionalization with typical chemical functional groups, and provide glimpses of applications that have come forward in the last few years.

Practically all bridgehead tertiary derivatives are available or can be synthesized by predictable routes with high chemical yields. Highly valuable halides, alcohols, acids, amines and aryl derivatives are now at the chemist's and materials scientist's disposal. Secondary derivatives are much more difficult to access and the only high-yielding route currently involves the oxidation to the respective ketones followed by subsequent functional group conversion.

Nanodiamonds complement the surging rise of carbon materials that are for the most part based on sp 2 -materials (e.g., fullerenes, nanotubes, graphenes) with largely different properties. Several fundamental studies on the electronic properties of functionalized nanodiamonds are highly promising in this respect as they show that many of the highly desirable properties of macroscopic diamond (hardness, electron emission, high chemical resistance, low toxicity, fluorescence, biocompatibility, etc.) are readily transferred to the nano scale with the added advantage of chemical functionalizability, purity and reproducibility.

Chapter 2: Vapor pressure measurements for vapor deposition of diamondoids as crystalline self-assemblies • Introduction

As shown in Chapter 1, the construction of organic materials and organohybrids based on functionalized diamondoids is an attractive challenge. Based on such edifices, carbon nucleation followed by growth may also pave the way to access continuous diamond thin films of better defined structure and surface. Diamondoids may serve also as precursors in "bottom-up" strategies to build organohybrids, and to devise diamond-like new structures under conditions that are milder than the chemical vapor deposition (CVD) conditions currently used for diamond growth.

Methods have been reported akin to CVD that yielded higher diamondoids (more than four carbon fused-cages) and even diamond from diamondoid seeds. However, for applications of nanodiamonds-based materials built "bottom-up" there are still a need for better fundamental understanding and mastering of the conditions of nucleation, growth and self-assembly of diamondoids units.

The construction of organohybrids by metal growth over functionalized diamondoids as substrates first requires depositing the diamondoids as well-defined crystalline edifices. Their assembly from a vapor phase would be innovative and convenient since some diamondoids are known to be rather volatile. However, knowledge of their vapor pressure and sublimation (or vaporisation) enthalpy is a prerequisite. Therefore, our first studies were devoted to accurately measuring sublimation enthalpies of pristine adamantane 1 and diamantane 10 for which different values have been reported. , This was then followed by measuring the enthalpies of various functionalized derivatives. 6b

•

Diamondoid volatility

The enthalpy of sublimation for adamantane has been studied and reported by various groups.

Conversely, only one study of the enthalpy of diamantane was experimentally conducted by using two methods: TSGC (Temperature Scanning Gas Chromatography) and bomb calorimetry measurement. 6

Table 2.1 shows the ΔH sub (kJ mol -1 ) for adamantane, diamantane and derivatives. For functionalized diamondoids, only few studies of their vapor pressure exist. The reported values were found to be rather different depending on the methods used for the experimental measurement, or by computational studies. For measuring the vapor pressure and enthalpy of sublimation of organic compounds, various methods have been reported:

• ΔH was calculated from the sum of the enthalpy of vaporization at temperature T and the enthalpy of fusion at the melting point. 6 • Differential scanning calorimetry (DSC): DSC is a thermoanalytical technique in which the difference in the amount of heat required to increase the temperature of a sample and a reference is measured as a function of temperature. Both the sample and reference are maintained at nearly the same temperature throughout the experiment. Generally, the temperature program for a DSC analysis is designed such that the sample holder temperature increases linearly as a function of time. The reference sample should have a well-defined heat capacity over the range of temperatures to be scanned -the ΔH is deduced.

• Equilibrium state: the solid/liquid compound was placed under vacuum condition. It was brought to equilibrium by heating at given temperature then the vapor pressure was measured.

• Transpiration/vapor transport technique: an inert gas was passed through U-shaped tube containing the solid compound mixed with glass beads in order to provide a large surface for rapid equilibrium vapor-solid state at saturation equilibrium at each temperature; the transported gas was collected in a cold trap and the condensed product was weighed. ,

• Thermogravimetry (TG): the vapor pressure was determined by measuring the mass loss rates recorded by microbalance under isothermal/non-isothermal condition.

• Effusion: ΔH is obtained from measuring the amount of substance evaporated by weighing the mass before and after conditioning at certain time and constant temperature inside calorimeter.

• Gas-Liquid Chromatography: the vapor pressure at a given temperature was calculated from height of the chromatograph resultant peak of fixed volume samples of equilibrium liquid/vapor.

• Bomb calorimetric: ΔH was determined from heats of combustion by igniting a sample in a high pressure of oxygen in a sealed vessel and measuring the resulting rise in temperature.

• Vapor pressure measurement of diamondoids

Because the volatility of some diamondoid derivatives was mostly unknown, we first decided to use a simple mass-loss method to determine it. This has been applied before to determine the vaporization enthalpy of volatile organometallic complexes.

• Mass-loss method

In a CVD apparatus we measured the flow of diamondoid vapors (Q d ) by monitoring precise mass-loss of volatile diamondoids heated between 20 and 80 o C for 5 minutes. The measurements were done with diamondoids 1, 6, 10, 30, and 49 (Figure 2.1) which are reported in Table 2.

By processing

Clausius-Clapeyron thermodynamic calculations, we obtained the vapor pressure of diamondoids from the treatment of the linear relationship obtained experimentally (Figure 2.2). The vapor pressure of diamondoids was related to temperature according to eq. 4. This curve could be obtained from molar fraction and total pressure by the equation (1, 2, and 3) below.

For each temperature of measurement :

Clausius-Clapeyron relation :

… (eq. 1)
… (eq. 2)

… (eq. 3)
… (eq. 4)

X : molar fraction of diamondoids From Table 2.2, adamantane 1 was surprisingly found less volatile than the functionalized analogue 1-hydroxyadamantane 6. Similarly, 1-hydroxy 30 and di-hydroxy functions 49 on diamantane provided a better volatility than diamantane 10. Compared with values of reference (Table 2.1), the trends of these vapor pressure data were clearly not reliable. The apparatus used for mass-loss measurement was not adequate, so we reoriented our vapor measurements.

• Measurement of vapor pressure at equilibrium state

In order to get reliable experimental data, we developed an alternative experimental method to measure the vapor pressure of functionalized diamondoids at the solid/vapor thermodynamic equilibrium state. Our choice was reinforced by the fact that our experiments using the mass-loss method gave inconsistent results (Table 2.2, Figure 2.2) possibly because measurements were not achieved at equilibrium state. Inspired by the method used for measuring the vapor pressure of liquids at liquid-vapor equilibrium state, we built a system for measuring the vapor pressure of finely divided diamondoid powders (Figure 2.3).

Figure 2.3.

Vapor pressure measurement apparatus. In this process, the diamondoids were brought into the sublimation regime in a chamber connected with a Pirani vacuum gauge (±1 µm Hg) and the pressure was continuously monitored until the equilibrium state was reached. The time to reach the equilibrium state was long (about 4 h) so we fixed the duration of measurement to 7 h. The temperature dependence of the vapor pressure for the diamondoids followed the Clausius-Clapeyron equations (Table 2.3 The enthalpy of sublimation obtained for adamantane 1 following equilibrium state pressure measurements, H 0 = 60.0 kJ mol -1 (14.3 kcal mol -1 ), was fully consistent with the values previously reported (14.2±0.3 kcal mol -1 ). 6a This was also the case for diamantane 10 measurements (H 0 = 92.1 kJ mol -1 ), with the values obtained using calorimetry bomb combustion, 6a and gas-saturation temperature scanning (95.9 kJ mol -1 ). These measurements validated our vapor pressure measurement procedure. As expected, the fluorodiamantane 25 was found to be fairly volatile with a H 0 = 96.4 kJ mol -1 approaching the value we found for pristine diamantane 10. Due to a noticeable hygroscopic behavior of the hydroxydiamantanes, their vapor pressure measurements were more delicate to achieve and required more precaution. Accordingly, the identical sublimation enthalpy values around 116-118 kJ mol -1 reported for diamantan-1-ol, diamantan-3-ol and diamantan-4-ol, 6b were rather questionable and might be overestimated according to our measurements. We observed that a good reproducibility required cautiously dried, finely divided, pure hydroxydiamantane powders to exclude water traces. Under these conditions it was determined that 1-hydroxydiamantane 30 (H 0 = 102.1 kJ mol -1 ) was significantly more volatile than 4-hydroxydiamantane 48 (H 0 = 108.8 kJ mol -1 ).

DSC measurements of the melting points for 30 and 48 confirmed this tendency. It showed that the melting points for 30 and 48 also showed ΔH discrepancies with values substantially different for 1-hydroxydiamantane 30 and 4-hydroxydiamantane 48: 137 ± 1 o C and 177 ± 1 o C, respectively.

This difference between 30 and 48 correlates with an oxygen atom that is sterically more accessible to be involved in intermolecular hydrogen bondings for 48, as confirmed by single crystal X-ray studies.

In any case, a similar volatility for these hydroxydiamantanes was not experimentally observed, nor expected from their respective structures. DSC measurements on cooling were also achieved between 25 °C and 210 °C for determining crystallization peaks that gave single peaks excluding any polymorphism of 30 and 48.

While the mass-loss method we first used is not reliable to measure the volatility of our functionalized diamondoids, the new apparatus and method developed was satisfactory.

Comparison with volatile organometallics

A comparison of the H value measured for our diamantane-based diamondoids with the ones reported for organometallic precursors [Pd(η 3 -allyl)Cp] and [Pt(η 3 -allyl)(hfacac)], hfacac = hexafluoroacetylacetonato, that we selected for CVD growth of hybrids (see Chapters 3 and 5) indicates that the complexes are more volatile, with values at 81 and 61 kJ.mol -1 (Table 2.4). 16 These results validate the possibility to achieve a metal deposit on self-assemblies of diamondoid as substrate under the mild OMCVD conditions envisaged without detrimental vaporization of the diamondoids used as substrates. •

Deposition of diamondoids as crystalline self-assemblies

To take profit of the suitable ΔH values of functionalized diamondoids we build a simple apparatus for running vapor phase deposition of diamondoids at atmospheric pressure on various supports, based on the sublimation of finely divided powders (Figure 2.5). Diamondoids for sublimation were placed in a DSC aluminum cup on a boron nitride element. Above this system, a planar substrate was placed on which the diamondoids vapor was re-condensed. Substrate and diamondoids were separated by a spacer of tunable size in ceramic. Table 2.5. Conditions used for diamondoids deposit.

In the growth process higher sublimation temperatures (condition C, 85 °C) favors nucleation in comparison to crystal growth. A good nucleation rate then will quickly generate numerous small crystals of critical size that will no longer disappear to serve as "nutrients" for growth of bigger crystals (Ostwald ripening). Conversely, lower-temperatures (A and B, 50 °C) allow the germination and important growth of only few sites.

All deposits were first observed by optical microscopy from x16 to x500 enhancement, and we then focused our investigations on the most interesting samples in terms of ordered self-assembly. By SEM, the deposit morphology was observed at higher scale and EDX analysis was achieved in-situ.

Optimization of the vapor deposition conditions was then conducted for the diamondoids that were found most suitable for generating well-defined crystal self-assembly from vapor deposition.

• Vapor deposition under atmospheric pressure (P = 1 atm)

Optical microscopy of the deposits The deposition of functionalized adamantanes was not found very satisfactory since for most of them the morphology of the resulting self-assembled crystals was rather unclear, hardly crystalline or badly reproducible (see the best examples below). We thus focused our efforts on the deposition of diamantane and diamantane derivatives for comparison.

•

• Diamantane 10 deposition

After deposition of 10 at 50 °C for 30 min on mica, only a few small crystals of triangular shape were observed in optical microscopy. Upon longer deposition time (16 h), some few crystals with an almost equilateral triangle shape appeared (390 µm) (Figure 2.7). However, despite their transparency these crystal self-assemblies were found too fragile to be used properly as substrates for metal deposition.

Self-assemblies achieved at higher 80-85 °C temperature on mica and silicon conserved the same morphology of acute triangles. In general, nice crystalline deposits of well-dispersed homogeneous microcrystals were obtained in less than one hour from the vapor deposition of hydroxyl-and fluoro-functionalized diamantanes. Not only the nature of the functionalization showed an overwhelming influence on the self-assembly and thus microstructure of the deposits, but also the position of the functional group on the cage. Thus, from the vapor deposition of 30, 48, 25, hexagonal rod, rectangular needle, and triangular plate microcrystals were observed, respectively. The size of the crystals could be adjusted through the duration of the deposition with conservation of excellent dispersion and size homogeneity.

In order to investigate the extent of this deposition method to produce well-defined crystalline self-assemblies of diamondoids, some other adamantane and diamantane derivatives were deposited under similar conditions as exemplified below. However, for different structural and practical reasons they were not selected to further be used in hybrid construction by CVD metallization.

• 1-Hydroxyadamantane 6 deposition

A rather good dispersion of this regular shape was formed at 85 °C on mica (Figure 2.12).

Implementation on the silicon was not very satisfactory since from optical microscopy (x500) the degree of crystallinity appeared poorer than with 30 and 48, with loss of transparency and light diffusion. The difunctionalized diamondoid 27 is deposited as polyhedral crystals on mica. The resulting self-assembly is, however, less crystalline than those obtained from 4-fluorodiamantane 25 with much less accurate shape and edges. On the silicon substrate a good distribution of seemingly more regular triangular polyhedral particles was observed. In general, optical microscopy x500 evidenced for all these samples a polycrystallinity that is detrimental for well-oriented growth of the edifices. This polycrystallinity made 27 less attractive as substrate for metal deposition. 

Scanning Electron Microscopy (SEM) of the deposits

Optical microscopy allowed us to determine the feasibility of generating self-assemblies from vapor deposition by observing the microstructure of particles around 50 µm. However, the analysis of the surface morphology and the observation of eventual smaller particles have to be done by scanning electron microscopy (SEM). Much to our surprise, the first SEM analyses (Figure 2.17, second from left)

showed that the deposits hardly resist to the vacuum conditions imposed (10 -6 mbar). We thus tried to protect diamondoid particles by covering them with a 15-20 nm small layer of gold before analysis, by using sputtering with high resolution ion beam coater (Figure 2.17, third from left). But, this metallization process was also achieved under high vacuum (10 -5 mbar) and consequently the crystal morphology was modified before the gold layer could protect the deposit (see details below).

• SEM of 1-hydroxydiamantane 30

These samples appeared somewhat more resistant to SEM conditions, consistently with the lower volatility of 30. However, SEM images showed drastic modifications of the crystal morphology.

Microcrystals that appeared as well-defined hexagonal rods in optical microscopy (Figure 2.17, first from left) turned into hollow rectangular structures under the SEM conditions (Figure 2.17, second from left).

Optic pic before SEM SEM SEM with Au layer Optic pic after Au/SEM 

• SEM of 4-hydroxydiamantane 48

This self-assembly deposit which is made of rather thin needles has been found more resistant to SEM conditions than other deposits when it was protected with a gold layer (Figure 2.18). As we could see from the images below, the deposit was, however, porous and its shape was slightly changed, maybe due to some trapped gas which readily escaped under vacuum, giving somewhat deflated needles.

Optic pic before SEM SEM with Au layer We hypothesized that vapor deposition of diamondoids under atmospheric pressure may trap some water, oxygen or other undesired gas inside the self-assembled crystals. We confirmed the instability of 1-hydroxydiamantane 30 crystal self-assembly by putting a sample in a Schlenk tube for 10 minutes under primary vacuum (10 -2 mbar) at room temperature. We observed evaporation and/or destruction of the crystalline self-assembly, like in the case of SEM analysis. To further investigate this issue we performed a single crystal X-Ray analysis of the 1-hydroxydiamantane 30 deposited under atmospheric pressure (Figure 2.20). The analysis confirmed the high crystallinity of the deposits with a crystal arrangement in which were found discrete tetramers embedded in a cyclic network of O-H…O hydrogen bonding. However, we did not find any evidence of small molecule trapping. A brief overview of the literature indicates that hollow micro-and nanostructures like the ones we observed are studied in areas which include catalysis, cosmetics, drug and gene delivery, hydrogen production and storage, photonics, photovoltaics, and rechargeable batteries. ,,, Mostly metal-based and ceramic hollow micro-/nanostructures have been prepared, commonly from template-removing procedures. To the best of our knowledge, the formation of non-polymeric hollow structures of pure hydrocarbons has not previously been documented.

However, the overall cohesion strength of the crystalline self-assemblies was troublesome for our objective. We thus investigated further alternative methodologies for vapor deposition of the selected functionalized diamondoids as more robust self-assemblies.

Vapor deposition under primary vacuum (P = 5 mbar)

With the goal of growing crystals that would be resistant to the vacuum and high energy beam of SEM conditions, we modified the vapor deposition apparatus used under atmospheric pressure. These deposits were resistant to the vacuum conditions of SEM. The microscopy revealed three-dimensional structures fully consistent with the optical microscopy observations. This confirmed the necessity of a partial vacuum during diamondoids vapor deposition for getting a final stronger cohesion of self-assemblies. Conversely, the deposits realised under 1 atm of argon were not resistant to the vacuum conditions of SEM.

The EDX microanalysis conducted during the SEM experiments on various areas of the samples confirmed the elemental composition and the nature of the deposits. This is illustrated in In contrast, our attempts to generate accurate and reproducible self-assemblies such as obtained from vapor phases, but by crystallization from liquid phases in solution or suspension (dip-coating in dichloromethane or water) were unsuccessful, giving mainly large areas covered with isotropic and structurally poorly-defined coated material. Thus, this attractive vapor deposition method is simple and outperforms in terms of deposit quality dip-coating methods we used (not reported herein). This vapor phase deposition approach is expected to allow for an easy formation of diamondoid nanoobjects on different types of substrates.

• Physical vapor deposition (PVD) under high-vacuum

After having determined practical vapor deposition conditions for growing well-dispersed self-assembly of diamondoids as microcrystals -with various shapes depending on the diamondoid functionalization and on the position of the function on the cage-, we addressed the more challenging task of growing crystals of nanometer size and under a very clean atmosphere by a similar vapor deposition technique.

A particularly pertinent issue was whether shapes and structures previously obtained from functionalized diamondoids vapor self-assembly would be conserved at the nanoscale. The very first step of the deposition process could not be controlled by the sublimation apparatus which was designed for As expected, these deposits were resistant to the SEM analysis conditions. Discrete 30-80 nm nanocrystals were obtained (>60% of the particles). Figure 2.27 provides a representative histogram of the nanocrystals dispersion. Generally, sizes ranging between 20 and 600 nm were obtained under these conditions. We were pleased to observe that the self-assembly of 30 mostly exhibit hexagonal shapes with well-defined growth directions. These growth directions were not induced by the Si(111) substrate since an amorphous SiO 2 thin layer was always present at the surface of the substrate before deposition as confirmed by XPS at 532.5 eV (Figure 2.29). Accordingly, owing to non-preferentially oriented macroscopic growth of nanocrystals some were positioned perpendicularly to the surface.

In the SEM picture (Figure 2.26) these diamondoid particles could be easily identified and the images allowed measuring their thicknesses, which were remarkably regular around 20 nm. This regularity suggested a fairly homogeneous growth rate of the diamondoid particles. EDX analysis with a beam focusing on the edifices (beam energy 5 keV, size 1 µm 3 ) showed that the deposit of 30 exclusively contained carbon and oxygen, in full agreement with the chemical nature of the deposit (Figure 2.28).

We therefore demonstrated that particles of 30 of approximately 20 nm thickness and size could be deposited from a vapor phase under strictly anaerobic and low-pressure conditions (1.4x10 -6 mbar),

showing self-assembly into hexagonal structures similar to the microstructures formed at micrometer scale under few mbar pressure.

Histrogram of particle size distribution for 1-hydroxydiamantane -Area 1

Histrogram of particle size distribution for 1-hydroxydiamantane -Area 2 For now, the relation between the self-assemblies morphology and the functional groups in the molecular precursor is difficult to rationalize. This is related to the recognized general non-predictability of molecular structure and morphology of crystals. Accordingly, complexity in polymorphism of functionalized diamondoids has been recently illustrated for adamantane halide derivatives.

Nevertheless, it is worth mentioning the excellent reproducibility which is obtained from this approach in the formation of robust well-defined self-assemblies.

• Conclusion

Readily accessible processes for the mild vapor deposition of functionalized diamondoids provide previously unobserved self-assembly of organic micro-and nanocrystals. Key thermodynamic data including sublimation enthalpy of several diamondoid derivatives have been determined from a new measurement protocol at solid-vapor thermodynamic equilibrium state.

The conditions of pressure used for the depositions are crucial and if appropriately adjusted lead to deposits resistant to high vacuum and high energy beams. Vapor deposition under atmospheric pressure of air or argon lead to unprecedented assemblies that apparently capture gases, and turn to hollow edifices upon gas evacuation. Depending on the type of functional group and its position on the diamondoid, the general structure of the discrete deposits can vary dramatically and anisotropic structures such as rods, needles, triangles or truncated octahedra form. Self-assembled edifices of sizes ranging from 20 nm to several hundred micrometres can be obtained with conservation of a similar geometry for a given diamondoid.

In the following chapter, we describe the use of these diamondoid self-assemblies having reactive functions (OH, F) as supports and seeds for metal deposition towards organohybrid carbon-metal constructions.

Introduction

Diamondoids are cage hydrocarbon molecules that can be described as fully hydrogen-terminated nanometer-sized diamonds. 1,2 Adamantane (1) and diamantane (2) are the smallest diamondoids and their selective functionalization can be achieved with high efficiency at various positions of the hydrocarbon cage (Fig. 1). 1 Ultra-disperse detonation nanodiamond [3][4][5][6] and diamondoids (also called nanodiamonds 7 )

have shown impressive success in the utilization of diamond properties in various areas that span the fields of nanomedicine, 8-10 nanodevices for energy, 11a and molecular machines. 12,13 For instance, large area self-assembled monolayers of thiolated diamondoids on gold surfaces exhibit intense monochromatic photoemission with an energy distribution width <0.5 eV, which is related to the negative electron affinity of the surface-attached nanodiamonds. 11 Another attractive and hitherto unmet challenge in this field is the construction of organic materials and organohybrids based on nano-and microcrystals of functionalized diamondoids. Based on such edifices, carbon nucleation followed by growth may also pave the way to access continuous diamond thin films of better defined structure and surface. 14 Diamondoids may also serve as precursors in "bottom-up" strategies to build organohybrids, 15 and to devise diamond structures under conditions that are possibly milder than the chemical vapor deposition (CVD) conditions currently used for diamond growth. 16 Methods have been reported akin to CVD that yielded higher diamondoids (more than four carbon fused-cages) and even diamond from diamondoid seeds. 17 However, for applications of nanodiamond-based materials built "bottom-up" there is still a need for better fundamental understanding and mastering of the conditions of nucleation, growth and self-assembly of diamondoid units. 18 Additionally, general interest in dispersed micro-and nanocrystals stems from the fact that their properties dramatically change with their size and shape, 19 and many applications from optical ( plasmon absorption) to medical (transportation through biological barriers) illustrate this point. We thus report on readily accessible processes for the mild vapor deposition of functionalized diamondoids that provide robust self-assembly of nanodiamonds micro-and nanocrystals. Key thermodynamic data including sublimation enthalpy of several diamondoid derivatives are reported from a new measurement protocol at solid-vapor thermodynamic equilibrium state. Easily accessible processes for self-assembled edifices of sizes ranging from 20 nm to several hundred micrometers are reported with remarkable conservation of the general geometry for a given diamondoid, chemical analysis with microscopy ascertaining the full preservation of the nature of nanodiamonds.

Results and discussion

Due to the volatility of adamantane (1) and diamantane (2) (Fig. 1), we envisioned that vapor deposition of functionalized diamondoids might be a general and convenient access to nanocrystals, microcrystals, and thin films of carbon-based materials. The control of a given vapor deposition process entails knowledge of the partial pressure of the source under the experimental conditions. Accordingly, enthalpies of sublimation are critical thermodynamic properties of the condensed phase in relationship with vapor pressure. Therefore, our vapor deposition studies were first devoted to measuring sublimation enthalpies of pristine adamantane and diamantane for which different values have been reported. 20,21 Conversely, fundamental studies of the vapor pressure of functionalized diamondoids remain very limited. 21b We found significant differences in the reported values for the enthalpies of sublimation (see ESI, † Table 1S), depending on the measurement and calculation methods. Mainly destructive calorimetric measurements had been conducted using total combustion of the diamondoids in a bomb calorimeter. 22 This prompted us to develop an alternative experimental method to measure the vapor pressure of functionalized diamondoids at the solid-vapor thermodynamic equilibrium state. In this process the diamondoids were brought into the sublimation regime in a chamber connected with a Pirani vacuum gauge at ±0.13 Pa (i.e. ±1 μmHg) and the pressure was continuously monitored until the equilibrium state was reached. The temperature dependence of the vapor pressure for the diamondoids 1-5 follows the Clausius-Clapeyron equations given in Table 1.

The enthalpies of sublimation obtained from these equations are ΔH 0 = 60.0 kJ mol -1 for 1, 92.1 kJ mol -1 for 2, 102.1 kJ mol -1 for 3, 108.8 kJ mol -1 for 4, and 96.4 kJ mol -1 for 5, indicating the highest volatility for adamantane, and the lowest for hydroxydiamantane derivatives. The enthalpy of sublimation obtained for adamantane 1 following equilibrium state pressure measurements, ΔH 0 = 60.0 kJ mol -1 (14.3 kcal mol -1 ), is consistent with the values previously reported (14.2 ± 0.3 kcal mol -1 ). 21a This was also the case for diamantane 2 measurements (ΔH 0 = 92.1 kJ mol -1 ), with the values obtained using calorimetry bomb combustion, 21a and gas-saturation temperature scanning (95.9 kJ mol -1 ). 23 As expected, the fluorodiamantane 5 was found to be fairly volatile with a ΔH 0 = 96.4 kJ mol -1 approaching the one we found for pristine diamantane. Due to a noticeable hygroscopic behaviour of the hydroxydiamantanes a good reproducibility required cautiously dried finely divided pure hydroxydiamantane powders to exclude water traces. It was determined that 4-hydroxydiamantane 4 is significantly less volatile, ΔH 0 = 108.8 kJ mol -1 , than 1-hydroxydiamantane 3, ΔH 0 = 102.1 kJ mol -1 . 24 The vapor deposition of 1-5 was then conducted, under tuneable conditions of pressure and temperature, on silicon and mica substrates using a simple sublimation apparatus (see ESI †). The deposition experiments were conducted first under air or argon atmosphere 1.0 bar (10 5 Pa), and then either under static vacuum (initial pressure 5.3 mbar) or dynamic vacuum (5.3 mbar). Temperature conditions ranging between 50 and 110 °C were investigated. Higher sublimation temperatures favour a higher vapor supersaturation regime, which in turn favours effective nucleation in comparison with crystal growth. A good nucleation rate, in comparison with growth rate, then will quickly generate numerous small crystals of critical size that will no longer disappear and serve as "nutrients" for the growth of bigger crystals (Ostwald ripening). 25 Deposition times were varied between a few minutes to 16 h. The vapor deposition of a wide variety of functionalized diamondoids was conducted (see ESI †), including compounds 1-5 (Fig. 2).

Other functionalized adamantane and diamantane derivatives, such as the 1-aminoadamantane, 1-adamantyldiphenylphosphinite, 1-adamantyldiphenyl-thiophosphinite, 1-ethynyl- adamantane, 1-hydroxyadamantane, 4,9-dihydroxydiamantane, 4,9-difluorodiamantane were also deposited (see details in ESI †). Optical microscopy of the deposits was conducted for visual inspection of the obtained deposits. Optimization of the deposition conditions was conducted for the diamondoids that were found most suitable for generating from vapor deposition well-defined crystals self-assembly. As illustrated in Fig. 2, crystals of a micrometer size with very different shapes and structures grew depending on the nature of the diamondoid. The deposition of 1 was difficult due to the high volatility of this compound which easily re-evaporates after condensation. The vapor deposition of 2, although easier, resulted in very fragile assemblies that easily broke on handling (see microstructures in ESI †). Conversely, nice crystalline deposits of well-dispersed homogeneous microcrystals were obtained in less than one hour from the vapor deposition of hydroxyl-and fluoro-functionalized nanodiamonds 3-5. Interestingly, not only the nature of the functionalization shows an overwhelming influence on the self-assembly and thus microstructure of the deposits, but also the position of the functional group on the cage. Thus, from the vapor deposition of 3-5, hexagonal rod, rectangular needle, and triangular plate microcrystals were observed, respectively. The size of the crystals can be adjusted through the duration of the deposition with conservation of excellent dispersion and size homogeneity. The high crystallinity of the deposits was confirmed by successful single crystal X-ray diffraction analyses conducted on all these samples. For instance, the X-ray diffraction analysis of microcrystals of 3 (Fig. 17S in ESI †), 26 shows the presence of discrete tetramers for which the units are in a cyclic network of O-H⋯O hydrogen bonding. These tetramers are arranged in 1-D columns. A similar structure was found for 4.

Scanning electron microscopy (SEM) analysis was conducted to examine surface morphologies in further details (Fig. 3). Much to our surprise the SEM images showed that the first deposits elaborated under atmospheric pressure of air or argon do not tolerate the low pressure, 10 -6 mbar, and the voltage imposed by SEM analysis. For instance, deposits of 5 were completely volatilized, and while self-assemblies of 3 and 4 were more resistant, they also showed a tendency toward shrinkage during the analysis. Microcrystals of 3 that appeared as well-defined hexagonal rods in optical microscopy turned into hollow rectangular structures under the SEM conditions (Fig. 3a). The formation of hollow needles for 4 is shown in the SEM micrographs (Fig. 3b) with shrinkage also evidenced for the needle crystals from collapsed edges shown in the enlarged picture (right). Hollow micro-and nanostructures are studied in areas which include catalysis, cosmetics, drug and gene delivery, hydrogen production and storage, photonics, photovoltaics, and rechargeable batteries. 27 Mostly metalbased and ceramic hollow micro-/nanostructures have been prepared, commonly from template-removing procedures. To the best of our knowledge, the formation of non-polymeric hollow structures of pure hydrocarbons has not previously Fig. 3 SEM micrographs of self-assembled functionalized diamantanes deposited from the vapor phase: (a) hexagonal rod of 3 deposited at been documented. We hypothesized that their formation was either due to some unlikely selective internal volatilization and/or rearrangement of the self-assembly under the SEM conditions, or better to some gas capture -either air or argoninside the structures during the growth process. To support the latter hypothesis, we tried to protect the diamondoid particles grown under atmospheric pressure by covering them with a 15-20 nm thin layer of gold metal before SEM analysis using sputtering by high resolution ion beam coater. This metallization was also achieved under high vacuum (10 -5 mbar) and consequently the crystal morphologies were modified before the gold layer could fully protect the deposit. However, these experiments established that during the vapor deposition process under atmospheric pressure some gas was trapped inside the self-assembly of diamondoids. As shown in Fig. 3c andd respectively, shrinkage of the polyhedral particles based on triangle motifs for 5, and hexagonal rods for 3 were observed, while the gold protective layer roughly conserved the original shape of the edifices.

With the goal of growing crystals in which no gas trapping occurs and that would also be resistant to the SEM conditions, we modified the vapor deposition apparatus used under atmospheric pressure to allow sublimation under 5 mbar reduced pressure (Fig. 16S in ESI †). We were delighted to confirm the success of this strategy. As illustrated in Fig. 3e and f, the deposition of microcrystals of about 40 μm was achieved, with the SEM revealing three-dimensional structures fully consistent with the optical microscopy observations. The triangular shapes observed in optical microscopy thus correspond to the faces of regular octahedra which result from the self-assembly from the vapor phase of fluorinated diamondoid 5. The hexagonal rods observed for hydroxylated diamantane 3 revealed an apparent surface roughness that was not observed for 5. EDX microanalysis conducted during the SEM experiments on various areas of the deposited samples confirmed elemental composition and nature of the deposits. This is illustrated in Fig. 4 that presents a deposit of 5 on silicon (area-Spect 3, EDX C Kα1 = 0.280 keV, F Kα1 = 0.532 keV) and compares it to a pristine zone of the silicon substrate (area-Spect 2, EDX Si Kα1 = 1.739 keV). Thus, consistent with the single crystal X-ray diffraction analysis that attested high crystallinity and purity of the deposits, the peaks corresponding to the electron binding energies K α1 for C, F and Si were detected depending on the focus area of the beam. The size distribution in Fig. 4 confirmed an average size of 40 μm with the major part of the particles having a size between 25 and 55 μm. More than 90% of the visible aggregates have pyramidal and octahedral shapes, and less than 5% edifices experienced intense Ostwald ripening for reaching sizes above 60 μm.

Heavier plasma-hydrogenated detonation nanodiamond developed by Arnault and co-workers have shown a tendency to self-assembling as aggregates in water solution, depending on counter ions present. 28 Our attempts to generate accurate and reproducible self-assemblies such as obtained from vapor phases, but by crystallization from our functionalized diamondoids in solution (dip-coating, dichloromethane, water) were unsuccessful, giving mainly a large area covered with isotropic structurally poorly-defined coated material (see optical microscopy and SEM images in ESI †).

After having determined practical vapor deposition conditions for growing well-dispersed self-assembly of diamondoids as microcrystalswith various shapes depending on the diamondoid functionalization and on the position of the function on the cagewe addressed the more challenging task of growing crystals of nanometer size by a similar vapor deposition technique. A particularly pertinent issue was whether shapes and structures previously obtained from functionalized diamondoids vapor self-assembly would be conserved at the nanoscale. The very first step of deposition process could not be controlled by the simple evaporation apparatus we designed for fast and easy self-assembly of diamondoids as microcrystals. Instead we thus used a three-chamber high vacuum physical vapor deposition (PVD, 10 -9 mbar) apparatus incorporating in situ XPS analysis (see Fig. SXPS2 in ESI, † from 3 a typical C 1s peak at 284.0 eV appears). The vapor deposition of 3 under suitable vapor pressure was performed using this PVD apparatus, and led to the growth of well-defined crystalline hexagonal rods. Diamondoid vapours were brought very close to the substrates through a heating tube placed at 2 mm distance. Deposition on a silicon surface that was treated following a RCA protocol to remove carbon contamination was achieved from 20 mg of 3 heated at 100 °C for 3 h under a low pressure of 1.4 × 10 -6 mbar. SEM images of the resulting deposits are provided in Fig. 5. As expected, these deposits were resistant to the SEM analysis conditions. Fig. 5 (bottom right) provides a representative histogram of the nanocrystals dispersion. Generally, sizes ranging between 20 and 600 nm were obtained under these conditions. Discrete 30-100 nm nanocrystals were obtained in majority (>70% of the particles). We were glad to observe that the self-assembly of 3 mostly exhibits hexagonal shapes with well-defined growth directions. These growth directions were not induced by the Si(111) substrate since an amorphous SiO 2 thin layer is always present at the surface of the substrate before deposition as confirmed by XPS (with O 1s peak of SiO 2 found at 532.5 eV, see Fig. SXPS1 in ESI †). Accordingly, owing to non-preferentially oriented macroscopic growth of nanocrystals some were positioned perpendicularly to the surface.

In the SEM picture Fig. 5 (left) these diamondoid particles can be easily identified and the images allowed measuring their thicknesses, which were remarkably regular around 20 nm. This regularity suggests a fairly homogeneous growth rate of the diamondoid particles. EDX analysis with a beam focusing on the edifices (beam energy 5 keV, size 1 μm 3 ) showed that the deposit of 3 exclusively contains carbon and oxygen, in full agreement with the chemical nature of the deposit (see Fig. SEDX1 in ESI †). We therefore demonstrated that particles of 3 of approximately 20 nm thickness and size can be deposited from a vapor phase under strictly anaerobic and low-pressure conditions (1.4 × 10 -6 mbar), showing selfassembly into hexagonal structures similar to the microstructures formed at micrometer scale under few mbar pressure. This could be straightforwardly extended to the other nanodiamonds 4 and 5.

The relation between the self-assemblies morphology and the functional groups in the molecular precursor is for now difficult to rationalize. This is related to the recognized general non-predictability of molecular structure and morphology of crystals. Accordingly, complexity in polymorphism of functionalized diamondoids has been recently illustrated for adamantane halide derivatives. 29 Nevertheless, it is worth mentioning the excellent reproducibility which is obtained from this approach in the formation of robust well-defined self-assemblies. This attractive method is very simple and in our case outperforms in terms of quality dip-coating popular methods (see ESI †). Accordingly, this mild temperature vapor phase deposition approach is expected to allow for an easy formation of diamondoid nanoobjects on different types of substrates, including sensitive ones.

Conclusions

In summary, we report here on readily accessible processes for the mild vapor deposition of functionalized nanodiamonds to provide previously unobserved self-assembly of organic microand nanocrystals. Key thermodynamic data including sublimation enthalpy of several diamondoid derivatives are reported from a new measurement protocol at solid-vapor thermodynamic equilibrium state. The conditions of pressure used for the depositions are crucial and if appropriately adjusted lead to deposits resistant to high vacuum and high energy beams. Vapor deposition under atmospheric pressure of air or argon led to unprecedented assemblies that apparently capture gases, and turn to hollow edifices upon gas evacuation. Finally, depending on the type of functional group and its position on the diamondoid, the general structure of the discrete deposits can vary dramatically and anisotropic structures such as rods, needles, triangles or in truncated octahedra form. Self-assembled edifices of sizes ranging from 20 nm to several hundred micrometers can be obtained with conservation of a similar geometry for a given diamondoid. Our ongoing work aims at using these diamondoid self-assemblies having reactive functions (OH, F) as supports and seeds for metal deposition and organohybrid diamond constructions.

Experimental

General

Pristine adamantane and diamantane were prepared and purified by sublimation before use. 2 1-Aminoadamantane and 1-hydroxyadamantane were obtained from commercial sources. 1-Hydroxydiamantane, 4-hydroxydiamantane, and 4,9- dihydroxydiamantane were synthesized from diamantane; 30 4-fluorodiamantane and 4,9-difluorodiamantane were prepared from its hydroxyl derivatives. 31 Syntheses of other functionalized nanodiamonds were from literature reports. Full details of vapor pressure measurements, vapor deposition of functionalized diamondoids, apparatus, including PVD, and all characterization are described in the ESI. † Mild controlled self-assembly of functionalized nanodiamonds from vapor phases. A functionalized diamondoid (1-5) was placed in a DSC cup on a boron nitride heating element. The substrate was placed above this DSC cup and separated by a ceramic spacer. The whole system was sealed using copper gasket and a valve that was connected to either vacuum line (5 mbar pressure), or argon (1 atm), or air (1 atm). With the vacuum line the inner gas was removed by pumping for 5 min, and then sublimation was started by adjusting the intensity of the current and duration of deposition. After adjusting the intensity of the applied current the deposition started. The temperature setting was also monitored as a function of time. After the deposition time, the source was switched off allowing the system to cool. Once the temperature dropped below 30 °C, the system was opened, the substrate on which the deposit was made was characterized by optical microscopy and by scanning electron microscopy (SEM), EDX and additionally by X-ray diffraction. To avoid tampering samples were stored sealed in a freezer at 4 °C.

Physical vapor deposition. Typically a Si(111) wafer 1 × 1 cm 2 was cleaned from carbon-based contamination with RCA clean (see ESI †) and kept inside the heating chamber of a PDV apparatus. An amorphous SiO 2 thin layer forms, the Si(111)/SiO 2 then were heated by induction at 800 °C for 12 min, and then moved into the main vacuum deposition chamber with an initial pressure of 1.6 × 10 -8 mbar. A glass tube containing 1-hydroxydiamantane (3) was purged before the connection valve was opened and then heated with heating wire at around 80 °C for 3 h; the pressure increased to about 1.4 × 10 -6 mbar. In situ XPS analysis allowed monitoring of the deposition process. After cooling, the sample was removed from the PVD apparatus, and to avoid its altering it was stored sealed in a freezer at 4 °C.

Chapter 3: Chemical vapor deposition of palladium on functionalized diamantanes

Vapor pressure and deposition of diamondoids developed in Chapter 2 demonstrated the general volatility of functionalized diamondoids and their propensity to form well-defined self-assembled deposits on various substrates. With these crystalline ordered deposits in hand, we intend to deposit metal on it, as nanoparticles or thin films, and thus generate new hybrid materials by OMCVD.

OMCVD is a powerful method to deposit noble metals onto surfaces, it allows using: mild temperature conditions, complex substrate shapes, and thermally sensitive materials. Selective nucleation is possible and thus subsequent area selective growth compared with other methods, such as PVD. 1 In recent literature, the presence of hydroxyl groups on TiO 2 and SiO 2 inorganic substrates has been reported as being responsible for creating new nucleation sites for palladium deposition. 2 Surface functional groups with organic thiol monolayers can also control the growth of the Pd and Au metal deposits. 3 By using hydroxylated diamantanes as a substrate, we expect to control palladium growth specifically on these organic substrates, and thereby uncover properties of novel organohybrid materials.

Introduction to vapor phase deposition techniques

Several methods exist to produce thin layers by metal deposition. These processes can be distinguished on the basis of the nature of the operating phase for deposition (solid, liquid, or gas).

Depositions from gaseous phases (vapor deposition) can be distinguished as physical or chemical vapor deposition, as follows (Figure 3.1):

Physical Vapor Deposition (PVD)

Physical vapor deposition (PVD) describes a variety of vacuum deposition methods used to deposit thin films by the condensation of a vaporized form of the desired film material onto various workpiece surfaces (e.g., onto semiconductor wafers). The coating method involves purely physical processes such as high-temperature vacuum evaporation with subsequent condensation, or plasma sputter bombardment rather than involving a chemical reaction at the surface to be coated as in chemical vapor deposition.

Chemical Vapor Deposition (CVD)

CVD is a chemical process used to produce high quality, high-performance, solid materials (ceramics, oxides, metals, etc.). The process is often used in the semiconductor industry to produce thin films. In typical CVD, the wafer (substrate) is exposed to one or more volatile precursors, which react and/or decompose on the substrate surface to produce the desired deposit. Frequently, volatile by-products are also produced, which are removed by gas flow through the reaction chamber. Organometallic chemical vapor deposition (OMCVD) allows making thin layers of metals from gaseous precursors by chemical reactions occurring during the deposition. Organometallic/metallo-organic precursors are used as a starting compound. The vapor of the precursor is injected to the furnace/reactor to deposit a thin layer of metal on the substrate. This technique is very powerful and used in industry because it allows covering substrates of complex shape with uniform layer thickness (cavity, concave surfaces, powder, etc.). Chemical vapor deposition processes are distinguished as several specific technical modes (Figure Step 1: Introduction of the precursor into the vapor phase near the substrate by convection (pumping).

Step 2: Diffusion of the precursor through boundary layer to the substrate surface.

Step 3: Adsorption of the precursor to the substrate surface by chemisorption or physisorption.

Step 4: Chemical reaction (with or without reactive gas, at the temperature of furnace) of the precursor on the substrate surface.

Step 5: Diffusion of metallic atoms to the preferential sites: nucleation followed by growth of the film.

Step 6: Desorption of the residual volatiles from the substrate surface.

Step 7: Diffusion of the residual volatiles through boundary layer to gas phase.

Step 8: Volatiles evacuation and/or trapping (nitrogen trap).

A simplified vision of CVD mechanism can be described as follows: vapor of precursors is delivered by carrier inert gas from the reactor's entrance to the substrate surface by convection to the boundary layer followed by adsorption to substrate surface. The vapor of precursors is then possibly mixed with reactive gas into a homogeneous phase. On the surface, the mixed gas is adsorbed by chemisorption or physisorption. It dissociates and the ligands desorb from the surface to the vapor phase. The formed metals then diffuse to the surface for making nucleation and growing a film.

Organometallic precursors and essential features

The chemical reaction of the precursors is a key step of thin film production, with decisive issues concerning growth rate and final purity. A good choice of precursors is thus required. The ideal parameters for precursors 1,4,5 are described below:

A good precursor should have a high volatility with more particularly vapor pressure ≥ 0.1 Torr at 100 o C. It has been observed empirically that the volatility of organometallic complexes is increased by the presence of various organic ligands such as allyl, halides, cyclopentadienyl, CO, β-diketonato or hydride. 6 But very polar species or those carrying an anionic or cationic charge are generally much less volatile due to strong molecular interactions. In the solid, polymers, adducts or compounds having hydrogen bonds also have a reduced volatility. It should be able to decompose to the desired material under a suitable temperature regime and give a clean decomposition, avoiding the contamination of the resulting material. It should have an adequate thermal stability especially during the vaporization, gas-phase transport steps, and ideally during the storage. In addition, its synthesis should be preferably high yield with high purity, and cheap. Finally, it must be non-toxic, non-corrosive, and non-pyrophoric.

OMCVD precursor has the general advantage of reactivity and decomposition at relatively low temperature below 200 °C. All the necessary atoms can be provided in a single molecule, and it can be purified by sublimation, recrystallization or distillation.

[Pd(η 3 -allyl)Cp] has been reported to decompose at 260 o C in the gas phase in the absence of reactive gas such as oxygen or hydrogen. 5 In this work, we selected [Pd(η 3 -allyl)Cp] as organometallic precursor because the temperature of decomposition could be lowered to 30 o C in the presence of H 2 gas. 5 The deposition of this precursor under various conditions and applications have been extensively studied. 2,3,7,8,9,10 Beside lowering the temperature, the hydrogen gas also increased the purity of the deposit with less than 3% of native carbon contamination. 

Metal deposition on diamondoids by CVD at very low temperature

The deposition was conducted in a hand-made CVD apparatus, depicted in Figure 3.3. A quartz cylinder was used as a reactor. The hydrogen gas was introduced into the reactor through small metal tubing. The substrate was placed at a distance about 5 mm from the hydrogen's metal tip. The metal precursor in a small glass cup was placed inside the furnace at about 15 cm distance from the substrate with self-assembled diamondoid crystals. Argon carrier gas was used to dilute the hydrogen gas (1/100).

The reactor was connected with a liquid nitrogen trap. Metal growth on the quartz wall was similarly observed by several groups for CVD using [Pd(η 3 -allyl)Cp] 10 or platinum precursors [PtMe 2 (η 4 -C 8 H 12 )], 11 [PtMe 3 (η 5 -C 5 H 4 Me)], 12 and low amounts of anchoring sites on the substrates was proposed to be at the origin of such a phenomenon. 10,12 Additionally, the presence of hydroxyl groups as a thin layer on as-received Si wafers may also explain the palladium deposition on the back of the Si wafer. This result reminded one of experiments reported by the Wöll's group for which using as-received Si wafer was more effective for metal deposition of palladium than using clean Si. The palladium deposition which occurs preferentially not onto the diamondoids crystallites was not fitting our expectations and we further investigated the OMCVD conditions relating to temperature.

Palladium CVD on 1-hydroxydiamantane (30) at 30 o C

The temperature of CVD deposition was reduced to 30 o C, and the duration for deposition was increased to 2 h and up to 5 h. The resulting deposit was observed with SEM and EDX analysis as shown 

Conclusion

Our first approach for building hybrid carbon-metal ordered structures was based on the two steps self-assembly of functionalized diamondoids on silicon by vapor phase, followed by palladium deposition using low-temperature OMCVD promoted at 65 o C in the presence of H 2 reactive gas. This approach clearly failed. By lowering the temperature and extending the duration of deposition, we forced the deposition of palladium, but without specific selectivity or ordering over the substrates. As a consequence, thick uniform Pd layers were observed. Apparently the affinity of palladium with the Si surface (partially oxidized or with OH surface groups) is stronger than with the hydroxylated or fluorinated diamantanes. The reported studies of the influence of functional groups on the surface have shown that the presence of hydrogen/hydroxyl-terminated surface initiated the Pd decomposition. 7,10,13,14 But in our case, the presence of H and OH at the surface of diamantane cages did not produce enough affinity to palladium. To solve this issue, we changed our approach and decided to generate strong covalent bonding between the functionalized diamondoids and the transition metal. Concerning palladium, its affinity with phosphorus is well-known. Therefore, we anticipated that forming hybrids might be facilitated by introducing phosphino groups onto the diamondoids. The idea would be then to strongly coordinate the first palladium units that may in turn initiate nucleation of nanoparticles and growth of new hybrid edifices. The synthesis of a variety of original diamondoids functionalized with P-containing groups is the subject of Chapter 4.

Chapter 4: Functionalization of diamondoid phosphines

The synthesis of diamondoids having two different reactive functions is a requirement for their use as building blocks for the preparation of organohybrids based on the reactivity differences of the two functions. We thus found it rather surprising that to date no studies have been devoted to the unequal functionalization of adamantyl-and diamantylphosphines despite the high potential of such structures.

In our present case we anticipated that difunctionalized diamondoids, bearing both a phosphino group and another reactive function (hydroxy, halide) would be of general interest beyond the present objective of carbon-metal hybrid construction. The main problem we anticipated was the conservation of sufficient volatility for efficient ordering as self-assembly. However, regarding the good volatility demonstrated in Chapter 2 for hydroxylated diamantanes, it appears reasonable to think that, on this basis, some volatile functionalized diamondoid phosphines may be generated, for instance by tuning the substituents onto phosphorus.

Short review of the synthesis and applications of diamondoid phosphines

As discussed in Chapter 1, diamondoid phosphines were firstly accessible from adamantane or 1bromo/hydroxyadamantane. The Schemes 4.1 and 4.2 complement the general results reviewed in Chapter 1 (shown here in grey) with further details on the state-of-the-art concerning diamondoid phosphine synthesis.

The 1-adamantylphosphonic dichloride 126 can be prepared from 1-bromoadamantane 2 with an excess of AlBr 3 in PCl 3 1,2 via a complex [(1-Ad)PCl 3 + AlBr 4 -] and also from 1-hydroxyadamantane 6 with PCl 3 in warm concentrated sulfuric acid. 3 The primary adamantylphosphine 129 is obtained in three 
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The first phosphorylation of diamantane was reported by Olah et al. by mixing the diamantane 10

with PCl 3 and AlCl 3 to lead to 1-diamantylphosphonic dichloride. 16 The Schreiner group found that the isomer 4-diamantylphosphonic dichloride 138 was obtained instead (Scheme 4.2). Didiamantylphosphinic chloride 139 was also formed in this reaction. The synthesis of secondary and tertiary diamantyl and triamantyl phosphines was also reported. 17 Reduction of 139 with HSiCl 3 gave the corresponding phosphine 163 in 84% yield. The tertiary phosphine oxide 165 could be prepared via the phosphonium salt of di-diamantylphosphine 164 formed from phosphine 163. 2 mo l% Pd ( OA c )2 3 mo l% lig an d 170 2 e q . K 3 PO 4 

Synthesis of functionalized diamondoid phosphines and derivatives

Before starting our work in 2011, no studies had been reported concerning the direct functionalization of adamantane and diamantane phosphines. In addition, proper syntheses for diamondoid primary phosphines had been reported only for 1-adamantylphosphine 129 but diamantylcontaining analogs were notably absent. Yet, such primary phosphines could be important intermediates for further tuning the substituents on diamondoid phosphines.

We envisioned that diamondoid phosphines with a supplementary functional group (hydroxyl, halide, etc.) could be ideal candidates for anchoring strongly stabilized self-assemblies on chosen substrates.

The most serious limitation we anticipated was the unknown resulting volatility of the rather heavy diamondoid derivatives obtained. However, the studies in Chapter 2 revealed the volatility of hydroxylated diamondoids. Thus, we focused our synthetic work on the formation of novel hydroxylated diamondoid phosphines based on adamantane and diamantane frameworks.

The adamantane scaffold was used as starting material to disclose conditions that may be afterwards transferred to functionalized diamantanes. Based on the reported bibliography we first investigated the synthesis of phosphinite derivatives, since they ought to be more air-stable than phosphines. The Chapter 4: Functionalization of diamondoid phosphines 90 adamantyldiphenylphosphinite 174 was prepared in 76% yield following the literature procedure. 25,26 However, similar conditions applied to dihydroxydiamantane 49 failed to provide the expected hydroxylated diamantylphosphinite (Scheme 4.4). We then changed the conditions and attempted to synthesize 174 via deprotonation of 6 (NaH) followed by addition of ClPPh 2 . We mainly obtained the oxide of adamantyldiphenylphosphinite 175 (47%, Scheme 4.5). 27 Since these conditions did not straightforwardly give the expected phosphinite targets, we changed our strategy to investigate direct phosphorylation. 

Phosphorylation and hydroxylation of diamondoids

Direct bromination of 1-hydroxyadamantane 6 in view of making In order to get (diamant-4,9-diyl)diphosphonic dichloride 185, we increased the quantity of PCl 3 from 1 to 2.5 equiv. Unequally difunctionalized (9-chlorodiamant-4-yl)phosphonic dichloride 184 (δ p = 64.9 ppm) was obtained as the major product in 65% yield. 4,9-Dichlorodiamantane 183 and (diamant-4,9diyl)diphosphonic dichloride 185 (δ p = 64.0 ppm) were also obtained in 10 and 9% yield respectively. By using 10 equivalents of PCl 3 we got a 50% yield of 184 as a major product and all the dichlorodiamantane 183 was converted to 185 (32%). These conditions were found convenient to break the symmetry of the bi-apical diamantane derivatives without any protection/deprotection sequence.

Reduction of phosphorylated diamondoids

In order to get rather light weight phosphino groups with a minor impact on the good volatility of hydroxylated diamondoids, we reduced the phosphorylated diamondoids with LiAlH 4 . Reduction of 178 with excess LiAlH 4 in THF quantitatively led to 186 (Scheme 4.12). The resulting primary phosphine 186

(δ P = -86.0 ppm, 1 J PH = 188 Hz) 30 is very air-sensitive and completely oxidized under air in 5 min, giving the oxide 187 (δ P = 25.7 ppm, 1 J PH = 452 Hz). The mechanism of phosphine oxidation by elemental oxygen has not been fully elucidated, but the formation of the radical cation corresponding to the primary phosphine is a postulated pathway to its oxidation via a radical mechanism. 31 Primary phosphines which have an extended π-electron structural motif (naphthyl, binaphthyl, triptycenyl) possess a HOMO with no significant phosphorus character and are those which usually demonstrate stability to air oxidation. 31 Steric hindrance has been also claimed as important in stabilizing an otherwise sensitive phosphine, as well as the incorporation in the framework of sufficient conjugation/heteroatom in the molecular skeleton. Obviously, none of these structural features applies to 190 and can explain its air stability compared with cousin compounds 186 and 189. Analysis of the HOMO orbital for 190 and the SOMO for its corresponding radical cation may be helpful for further understanding.

The reduction of chlorophosphonic dichloride 184 with LiAlH 4 also quantitatively led to the corresponding primary diamantylphosphine, the 4-chloro-9-phosphinodiamantane (188, δ P = -85.9 ppm, 

Arylation and benzylation of phosphorylated diamondoids

With the phosphorylated diamondoids in our hand, we first tried to prepare tertiary phosphines containing aryl groups. Aryl phosphines are generally more stable compared to alkyl phosphines. Alkyl phosphines, containing a hydrocarbon backbone only, are more electron-rich and more prone to air oxidation. 33 The arylation of adamantylphosphinic chloride 126 with phenyllithium in THF provided 

Reduction of diamondoid phosphine oxide/selenide/sulfide

After having prepared tertiary diamondoid phosphine oxides, we tried to find the right conditions to reduce the oxide. The isolation of pure phosphine product was found rather challenging. Under most of the reported conditions, the tertiary phosphines have not been isolated, or should be protected in-situ with a borane. 34 Scheme 4.17. Synthesis of tertiary phosphine 199 and corresponding molecular structure obtained from X-Ray structure analysis (198: d(P-S)=1.9717(7) Å).

A similar method was used to prepare the new tetrakisdiphenylphosphine sulfide 200 from the starting polyfunctionalized tetrabromodiamantane 18 (Scheme 4.18). Due to the low solubility of 18 in THF, long term reaction was necessary to give 200 (δ p = 27.6 ppm) in 27% yield over 3 steps. 35 The 1 J P=Se for 197 is equal to 712 Hz, as expected slightly inferior to the 1 J P=Se benchmark value for triphenylphosphine selenide (Se=PPh 3 , 730 Hz). This is consistent with the electron-donating effect of the adamantyl alkyl group, and thus the higher basicity of 197 compared to PPh 3 . After the compound 200 has been crystallized in a mixture DCM and methanol, the colorless crystals formed have very low solubility in the solvents we used (chloroform, DCM, methanol), so further deprotection was not yet achieved for testing its air sensitivity. X-ray structure 200 showed classical P=S bond lengths very similar to that in compound 198 (Scheme 4.17).

Conclusion

We synthesized a full set of unprecedented functionalized diamondoid phosphines based on adamantyl and diamantyl frameworks. Our approach was to first investigate synthetic pathways on the unfunctionalized and easily accessible adamantyl backbone, then to transfer these conditions to diamantane derivatives. We delivered synthetic routes to functionalized diamondoid phosphines and primary phosphines (186, 188, 190) (Scheme 4.13) based on adamantane and diamantane frameworks.

BrØnsted acids have a great potential for phosphorylations of diamondoids allowing dissymmetrization of symmetric substrate like 49 (Scheme 4.11).

Facile unequal difunctionalization of these diamondoids was possible avoiding tedious sequences of protection/deprotection for hydroxylated and chlorinated diamondoid phosphines (186, 188, 190). In the S Supporting Information he family of naturally occurring diamondoids, which are nanometer-sized hydrocarbons resembling subunits of the cubic diamond lattice, 1 3 have been shown to be highly useful as didiamantane-phosphinic acid chloride derivatives form as the main products. Ditriamantane-phosphinic acid chloride was the only product of the reaction of with AlCl /PCl / 3 3 in a variety of applications 4 7 by mimicking many properties of CH Cl . 17 Hence, this makes the selective C H-bond

2 2
natural H-terminated diamond. For example, diamondoid thiol self-assembled monolayers (SAMs) on metal surfaces repro-phosphorylation of diamondoids problematic in the presence of strong Lewis acids. The phosphorylation of haloadamantanes duce the negative electron a nity (NEA) of bulk diamond. 8 with AlBr 3 /PCl 3 is the well-known Clay Kinnear Perren While such SAMs with extraordinary monochromatic photoemission properties are useful for the construction of novel cathodes, their long-term stability is low as a result of the weakness of the metal sulfur bonds. Even though cesium bromide can be added as a protective layer to increase overall device stability, 9 the weak linkage problem remains unsolved. Very recently 10 we demonstrated that covalent attachment of phosphonic acid dichloride of diamantane ( , Figure 1) to tungsten (oxide) surfaces displays a characteristic monochromatic NEA peak and provides a material that exhibits remarkable thermal stability (>300 °C). Considering that the photoemission e ciency increases with an increase of the reaction 21 that, however, requires large amounts of reagents and strongly depends on the quality of the employed AlBr 3 . 22 Diamondoidyl cations can easily be generated from the corresponding halogen or hydroxy derivatives in the presence of strong Brønsted acids. Previously one of us discovered the dichlorophosphorylation of 1-bromoadamantane with PCl 3 in concentrated sulfuric acid with >95% preparative yield, 22 24 revealing e ective trapping of the 1-adamantyl cation with nucleophilic PCl 3 in protic solvents. Tri uoroacetic acid (TFA) can also be used and provides adamantyl phosphonic dichloride in 69% preparative yield from 1-hydroxy adamantane with 25 diamondoid cage size, 8 it is important to note that higher PCl 3 . We have recently found that both methods are diamondoids 11 are e ective dispersion energy donors (DEDs), applicable to the preparation of diamantane 1-phosphonic 10 a property that also increases the stability of SAMs. 12 This is dichloride ( ) from the 1-bromo derivative ( ). As we found crucial for the construction of nanometer-scale devices, 13 whose substantial discrepancies between our and previously published properties are strongly a ected by intermolecular van der Waals spectral data, 20 the structure of was additionally con rmed by interactions. 14 Preparative methods for the functionalizations of triamantane ( ), 15 [121]tetramantane ( ), 15 and [1(2,3)4]pentamantane ( ) 16 with radical and oxidative reagents allow their selective C H-bond functionalizations. However, direct phosphorylation of and , 17 in contrast to parent adamantane, 18,19 gives mixtures and is low-yielding; the monophosphorylation of in the AlCl 3 /PCl 3 /CH 2 Cl 2 system 20 was di cult to reproduce 17 an X-ray crystal structure analysis (Figure 2).

The fact that 4-phosphonic dichloride ( ) did not form in this reaction is somewhat surprising as the 1-and 4-diamantyl cations equilibrate in H 2 SO 4 . 26 Phosphorylations of diamantane derivatives in sulfuric acid (yields are preparative) and the X-ray crystal structure of dichlorophosphonate .

2). This was con rmed by a separate experiment in the PCl 3 / H 2 SO 4 system where 4-hydroxydiamantane ( ) gave 17 exclusively with a 5 equiv excess of PCl 3 (Figure 2). In contrast, with only 1 equiv of PCl 3 already ca. 10% of isomerized dichloride forms, together with as the main product.

We also found that the preparative yield slightly increases for 1-hydroxydiamantane ( ) when TFA is used for the phosphorylation. 10 The 4-hydroxy derivative gave in 75% preparative yield under these conditions. Thus, for the phosphorylations of larger diamondoids we employed the PCl 3 /TFA system, which additionally provides higher solubility of the starting material. We rst tested various triamantane hydroxy derivatives that are available through the nitroxylation/hydrolysis of . 15 The phosphorylation of alcohols and in the PCl 3 /TFA system provides the phosphoryl derivatives and in high preparative yields (Scheme 1). In contrast, the sterically congested alcohol gave a complex mixture under these conditions, from which we were able to isolate phosphonic acid in only moderate yield due to its low solubility in organic solvents. The behavior of is in line with the low selectivities of the functional group transformations of 2-triamantyl derivatives in electrophilic media. 27 As higher diamondoid derivatives larger than demonstrate enhanced potential in the construction of electron-emitting devices, 8 we extended our phosphorylation protocol to the apical derivatives of [121]tetramantane ( ) and [1(2,3)4]pentamantane ( ). The apical dichloro phosphoryl derivatives and were isolated in high preparative yields, and their structures were con rmed by X-ray crystal structure analyses (Figure 3).

In contrast to other alkanes, whose already poor electron conductivity exponentially decreases with chain length, 28 diamondoids are superior semiconductors as their band gap narrows with increasing molecule size. 29 As we have shown that the POCl 2 group provides strong attachment to metal-oxide surfaces, 10 double-phosphorylated diamondoids are potentially useful as saturated spacers in molecule/metal oxide molecular electronic junctions. 30 33 Previous attempts to attach two phosphoryl groups to 1,3-adamantane derivatives in sulfuric acid gave mixtures of monophosphorylated products only. This is due to the presence of the highly electron-withdrawing trichlorophosphonium group in the positively charged intermediates. 34 More distant substituents in the diamantane cage allow for double phosphorylation. The readily available dihydroxy diamantanes 35 and 36 that are typically poorly soluble in polar media are highly soluble in the TFA/PCl 3 system and give the desired dichloro phosphonates and

The Journal of Organic Chemistry in high preparative yields (Scheme 2). These compounds are characterized by exceptionally high thermal stabilities and high melting points. For instance, dichloro phosphonate melts without decomposition at 360 °C and may be useful for hightemperature deposition on metal oxide surfaces.

In summary, we have developed a Brønsted acid catalyzed protocol for the phosphorylation of diamondoids with PCl 3 . Highly nucleophilic PCl 3 e ectively traps the intermediate cations, thereby avoiding the rearrangements that usually complicate transformations of diamondoids. Thus, this method is superior to previously reported Lewis acid catalyzed phosphorylations. The resulting dichlorophosphoryl diamondoid derivatives have high potential not only in nanoelectronics for surface oxide modi cations 10 but also for the preparation of highly sterically demanding building blocks for catalysis.

EXPERIMENTAL SECTION

General Information. NMR spectra were recorded on 400 and 600 MHz ( 1 H) spectrometers with TMS as internal standard. Highresolution mass spectra (HRMS) were recorded using electron impact ionization on a focusing sector-type mass spectrometer. Products were puri ed by chromatography on 100 160 mesh silica gel. All melting points were determined without correction. Commercially available reagents and solvents were used without further puri cation.

General Procedure for the Phosphorylation of Diamondoid Derivatives in Sulfuric Acid. The diamondoid derivative (bromo or hydroxy, 0.0024 mol) was added to a cooled mixture (ice bath) of 100 mL of 96% sulfuric acid and 30 mL of 20% oleum (0.0024 mol), followed by addition of 1.4 mL (0.017 mol) of phosphorus trichloride at 7 10 °C. The reaction mixture was stirred for 1.5 h at room temperature and 0.5 h at 45 55 °C, cooled, and then poured onto ice. The reaction mixture was ltered, and the precipitate was washed with water and dried over sodium sulfate. The crude product was puri ed by column chromatography on silica gel (pentane/ether = 5:1).

General Procedure for the Phosphorylation of Diamondoid Derivatives in Tri uoroacetic Acid. To a mixture of 3 g (0.015 mol) of the corresponding hydroxy diamondoid and 50 mL of tri uoroacetic acid was added 7 mL (0.08 mol) of phosphorus trichloride, and the reaction mixture was re uxed for 3.5 h and then poured onto ice. The reaction mixture was extracted three times with CH 2 Cl 2 , washed with brine, and dried over sodium sulfate. The resulting crude product was puri ed as above.

1-Dichlorophosphoryldiamantane (5). Obtained from 150 mg (0.73 mmol) of 1-hydroxydiamantane ( ) as a colorless solid through the phosphorylation in tri uoroacetic acid, yield 186 mg (83%). Mp = 98 100 °C. 1 2-Triamantane Phosphonic Acid (15). Obtained from 150 mg (0.58 mmol) of 2-hydroxytriamantane ( ) through the phosphorylation in tri uoroacetic acid. The reaction mixture was ltered, and the precipitate was washed with water, ether, chloroform and dried in vacuum, yield 101 mg (54%) of white solid (mp = 342 343 °C). 1 Nevertheless, this approach assumes that metal complexes have only weak interactions with oxide and polymeric (carbon) surfaces and that a phosphorus atomic layer can improve this "interaction" to allow high quality metal deposit. Interestingly, this approach is thus somewhat related to our own hypothesis.

As detailed in Chapter 2, the prerequisite for using diamondoid phosphine derivatives as support for palladium growth is the formation of an adequate robust self-assembly from vapor deposition.

Therefore, volatility of functionalized diamondoid phosphines is essential in our choice of diamondoid substrates. We also considered in priority air-stable difunctionalized compounds since several experimental preparations are achieved under normal atmosphere. The new difunctionalized diamantane derivatives depicted in Scheme 5.1 were thus investigated. 

Palladium-diamantane phosphine hybrids construction by vapor deposition 1. Self-assembly of (9-Hydroxydiamant-4-yl)phosphonic dichloride (182)

Gratifyingly, the self-assembly of the selected diamondoids 182 on Si wafer was successfully achieved, validating the method described in Chapter 2 with monofunctionalized diamondoids. Vapor deposition was performed under dynamic vacuum (3 Torr) for 2 min at 85 o C. Due to the limited quantity that has been prepared for 182 and 190, the enthalpy of sublimation could not be measured, and will be a priority of follow-up work.

As shown in the optical microscopy and SEM observation reported in Figure 5.1, self-assembly of diamondoid 182 is easily achieved and is very different from the previously observed crystal selfassemblies of fluoro-and hydroxy-diamantane 25 and 30 (Chapter 2). Optical microscopy indicated a good distribution on the Si wafer where the crystal growth resembled "pine leaves". SEM images showed that mostly the diamondoid particles grew as regular parallelepiped platelets with a remarkable unity of shape and size. The typical platelets' shape is depicted in Figure 5.2, having an average size of 2.4 µm x 0.5 µm and a thickness around 0.24 µm. The mutual arrangement of the pellets cover large areas without notable preferential orientation. The conditions used for vapor deposition of 182 led to selfassemblies which are found fully resistant to SEM conditions (vacuum and energy beam). Chapter 5: Pd CVD under mild conditions on functionalized diamondoid phosphines 109 By using self-assemblies of 182 as support for CVD of Pd, the growth of palladium "layers" covers the Si wafer and the platelets of difunctionalized diamondoid without apparent distinction or special selectivity. This result was not a genuine surprise since our initial objective of building a covalent P-Pd bond between the diamondoid and atomic palladium, to serve as a seed for hybrids construction, is hardly possible from a P(V) phosphine oxide dichloride lacking a lone-pair for coordinating Pd. These experiments were nevertheless attempted with the hope of partially reducing the (-Cl 2 P=O) groups from the joint action of H 2 and Pd. If this reaction occurs, it clearly does not conduct to the preferential growth of palladium over the diamondoid. Accordingly the palladium deposit that was formed during CVD is not influenced in any manner by the original morphology of the diamondoid self-assembly. We therefore focused our efforts on the diamondoid phosphine 190.

Self-assembly of 9-Phosphinodiamantan-4-ol (190)

The While the compact columnar edifices were still clearly discernible, surprisingly their porosity appeared to be less pronounced. In addition, on the sample were observed spherical particles with sizes ranging between 100 to 700 nm deposited mainly on the network of entangled thin sheets or on the Si support not covered with diamondoid. Such spherical particles (nodules) were hardly found on the diamondoids pillar assembly. The EDX analysis (Figure 5.9) over various areas of the sample indicated that the nodules incorporate palladium (45.56%, Spectrum 4) with the presence of phosphorus (3.77%) suggesting an interaction with diamondoids. However, after 1 h of chemical vapor deposition, with the exception of the nodules, palladium is hardly detectable by EDX on most of the sample, either on the diamondoid self-assembly (Spectrum 1 and 2) or on the Si support not covered with diamondoid (Spectrum 3). A longer palladium deposition time of 7.5 h confirmed the previous trends, and magnification of the SEM observation further supports that the smooth layer covering the self-assembly is a palladium metal deposition leading to the formation of a hybrid with a previously unseen core-shell carbon-palladium structure (see Figure 5.13). Indeed, on this micrograph the layer is clearly visible and from the scale of the picture is estimated at less than 20 nm (measured difference of a stairs between porous and smooth area). Beside the clear coating aspect, "metallic" brilliance appeared at SEM observation may be attributed to a smooth surface of insulating materials that gives electron charge to the surface and induces a brilliant effect under SEM measurement. Another noticeable feature is that some nodules of large size ranging from 500 nm to 1 µm are visible, and that these nodules are often found at proximity of areas of the diamondoid self-assembly which have not been coated (Figure 5.14, red circle). This feature is consistent with Ostwald ripening phenomenon which expresses the diffusion of smaller condensate to larger ones. After a critical size reached for nodules, the system tries to lower its overall energy, and fragments on the surface of a smaller (energetically unfavorable) particle will tend to detach and diffuse from proximal areas and then attach to the surface of larger particle, therefore "…as larger crystals grow the area around them is depleted of smaller crystals…". The kind of organohybrid Pd@PH 2 -Diam-OH we designed here is unique to date. A crucial point is the identification of the P-Pd covalent bond near the surface of these edifices. This seems possible at the very first stage of CVD deposition. Such kind of characterization with Raman and infrared are envisioned in the near future. It is thus necessary to further support the formation/existence of these organohybrids, and to characterize these new materials in comparison with the existing supported palladium species. This was achieved by careful XPS measurements and high resolution TEM (Transmission electron microscopy) analysis, as described in the next section.

XPS analysis of the organohybrid Pd@PH 2 -Diam-OH

X-ray photoelectron spectroscopy (XPS) is a surface-sensitive quantitative spectroscopic technique that measures the elemental composition at the parts per thousand range, empirical formula, chemical state and electronic state of the elements that exist within a material (Figure 5.17). XPS spectra are obtained by irradiating a material with a monochromatic beam of X-rays (here 1486.6 eV) while simultaneously measuring the kinetic energy and number of electrons that escape from the top 2 to 5 nm of the material being analyzed. XPS requires high vacuum. XPS is thus used to identify the elements within 2-5 nm surface depth. Based on the measurement of an apparent binding energy, this technique allows identifying the chemical environment of an analyzed element through the shift in energy observed in the spectra.

XPS experiments were conducted on three different samples: sample 1 results from the self-assembly of 190; sample 2 results from a Pd CVD long run of 7.5 h over the self-assembly of 190, and sample 3 results from a Pd CVD short run of 1 h over the self-assembly of 190 (thus at the very beginning of Pd deposition). These samples were scanned first with a low energetic resolution over a range of binding energy (BE) 0-1350 eV that is called here "Survey".

All the deposits were analyzed precisely on the center of the samples where both diamondoid selfassembly and Pd coating was homogenously visible. Supplementary XPS analysis at the edge of the support was used as standard since there only pure metallic palladium nodules were present (areas free of diamondoid 190 self-assembly). More precise analysis with focused scans were recorded for specifically analyzing the elements O, C, Pd, and P separately, in order to examine rigorously energy shifts in signals (called here "high resolution spectra"). The spectra were calibrated to get the corrected binding energy by the following formula: BE* = BE + 0.0018.BE -1.3838. The charge effect was calculated for Sample 2: the metallic palladium 3d 5/2 peak was used for calibration (335.5 eV). 4 After the XPS spectrum was calibrated to the correct BE, we obtained the peak C 1s of the diamondoid at 289.3 eV. This peak was then used as reference to calibrate the Samples 1 and 3. (SiO 2 532.9 eV). 5 The SiO 2 came from the native thin oxide layer on Si wafer since we used such supports without further treatment. Accordingly, the peak at 536.7 eV was attributed as O 1s from hydroxyphosphine 190. 9 Schreiner's group showed that the presence of functional groups such as thiol on adamantane shifted the BE to higher BE. "This shift is due to the transfer of electron density from the parent molecule to the highly electronegative thiol group." 7 6 C 1s BE for sp 3 

b) Sample 2 (edge) -metallic palladium nodules

The analysis of Sample 2 considered areas where metallic palladium nodules are concentrated in Figure 5.24 with very dark contrast. Optical images of this edge area (yellow circle) showed mostly metallic palladium. Eventually, some very few diamondoid small deposits are observed at the edge of metallic nodules. For XPS C 1s (Figure 5.27), the peak at 284.9 eV was the mainly evidence and the signature of C pollution on the surface. This pollution is mainly due to C-(H) n species adsorbed or graphitic carbon. 10 Senkevich reported that such peak was observed during Pd deposition using [Pd(allyl)Cp], and they used it for spectra calibration. 1 At 289.3 eV, a trace of diamondoid is visible from sp 3 C. In contrast, P 2p was not detected due to its very low concentration (Figure 5.28). These data confirmed that further Pd XPS analysis will concern deposit free from diamondoids. The peak of O 1s, Pd 3d, C 1s, and P 2s, and P 2p that correspond to the Pd@PH 2 -Diam-OH hybrid are observed together with additional elemental Pd peaks. These new signals clearly highlight the interaction existing now between the diamondoid and palladium, and they are discussed at high resolution in the following. The most significant information is the presence of two kinds of palladium on the surface. 11 XPS BE of metallic Pd at 340.8 eV (Pd 3d 3/2 ) and 335.6 eV (Pd 3d 5/2 ) were reported by: J. E. Gozum, D. M. Pollina, J. A. Jensen, G. S. Girolami. J. Am. Chem. Soc., 1988, 110, 2688-2689. "Tailored" organometallics as precursors for chemical vapor deposition of high-purity palladium and platinum thin films. This result must be analyzed differently. High shift towards higher binding energy can also be observed when the charge effect is present. 14,15,16 Such a phenomenon occurs in the case of insulator material (or metal is on the top of an insulator, it acts like an insulator because charges cannot reach the ground due to interfacial insulator) where the positive charges created by the photoemission process cannot be evacuated to the ground. [14][15][16] The resulting positive electric field then reduced the kinetic energy of emitted electrons, and thus their apparent binding energy. In other words, the Pd 3d 5/2 peak at 342.3 eV is a signature for a novel insulator material formed during the deposition. This signature is a convincing spectroscopic evidence of the formation of an unprecedented hybrid edifice Pd@PH 2 -Diam-OH with strong P-Pd interaction deeply altering its surface properties. 

l. m. n. o.

Pd@PH2-diam-OH P(=O)H2-Diam-OH PH2-Diam-OH Pd@PH2-Diam-OH

TEM analysis of the organohybrid Pd@PH 2 -Diam-OH

To go deeply into the understanding of the hybrid construction, further characterization was performed by Transmission Electron Microscopy (TEM). A TEM copper grid covered with an amorphous carbon membrane was used as a substrate. The exact conditions used for previous diamondoid selfassembly by vapor deposition, followed by Pd OMCVD, were achieved on the TEM grid. The conditions for the vapor deposition of 190 were 2 min, 85 °C, and the Pd OMCVD time was fixed to 1.5 h; with the aim to analyze the beginning of growth of the hybrid Pd@PH 2 -Diam-OH. Several images were taken using different modes: TEM, Scanning Transmission Electron Microscopy (STEM), Energy-Dispersive X-Ray Spectroscopy (EDX), and Selected Area Electron Diffraction (SAED). TEM is a microscopy technique in which a beam of electrons is transmitted through an ultra-thin specimen, interacting with the specimen as it passes through. An image is formed from the interaction of the electrons transmitted through the specimen; the image is magnified and focused onto an imaging device, such as a fluorescent screen, on a layer of photographic film, or to be detected by a sensor such as a CCD camera. STEM is a type of TEM with focusing the electron beam into a narrow spot which is scanned over the sample in a raster. EDX is an analytical technique used for the elemental analysis or chemical characterization of a sample. It relies on an interaction of some source of X-ray excitation and a sample. A high-energy beam of charged particles such as electrons or protons, or a beam of X-rays, is focused into the sample then the number and energy of the X-rays emitted from a specimen is measured. SAED is a crystallographic experimental technique that can be performed inside a transmission electron microscope (TEM). This is probably due to the difference of substrate. Difference in temperature during the vapor deposition process (due to heat capacity of the support) may also influence the self-assembly size with higher nucleation rate of smaller edifices at higher temperature. 

Conclusion

Our first attempt to build hybrid Pd-diamondoid on Chapter 3 using hydroxydiamantane showed that palladium growth by CVD had no specific selectivity towards diamondoids. Changing the hydroxy group with P(V) phosphonic dichloride 182 could not increase the affinity and did not conduct the preferential growth of palladium over the diamondoid. However, by switching the strategy and using P(III) phosphine as anchoring sites, hybrid material Pd@PH 2 -Diam-OH was achieved. By varying the duration of palladium deposition by CVD, we could control the growth of the palladium. At a shorter time (1 h run), SEM analysis showed the metallic Pd nodules grew preferentially on Si support. XPS and TEM confirmed that the hybrid was present since the first one hour. After 3 h run, the SEM analysis showed that a new smooth layer appeared, covering the columnar self-assembly 190, and nodules formed with a size of 100-400 nm that are dispersed all over the sample. And after more than 5 h run, the smooth layer was clearly visible by SEM, covering the columnar self-assembly and the size of nodules increased with most of them about 700 nm. XPS measurement showed that an insulator material Pd@PH 2 -Diam-OH formed during the CVD deposition with P-Pd interaction, deeply altering its surface properties. These characterizations revealed that the formation of the hybrid occurs at the very first stage of the deposition, and then could be in competition with nucleation and growth of the nodules (or rearrangement of the surface deposition in nodules).

Chapter 6: Experimental part 6.1. Clausius-Clayperon calculation for vapor pressure of diamondoids 1. General conditions

Pristine adamantane 1 and diamantane 10 were prepared in the Giessen group and were purified by sublimation before use. 1-Aminoadamantane 64 and 1-hydroxyadamantane 6 were obtained from Alfa Aesar and Aldrich. 1-Hydroxydiamantane 30, 4-hydroxydiamantane 48, and 4,9-dihydroxydiamantane 49 were synthesized from diamantane; 1 4-fluorodiamantane and 4,9-difluorodiamantane were prepared from its hydroxyl derivatives. 2 The melting points reported for diamondoids were measured by DSC TA instrument 2920 modulated with a temperature calibrated by an Indium reference and at heat of 10 °C/min under nitrogen flow.

Vapor pressure measurements of diamondoids and thermodynamic data

In order to accurately measure the vapor pressure of finely divided diamondoid powders a system inspired by the method used for measuring the vapor pressure of liquids at liquid-vapor equilibrium state was developed (Figures 6.1 and 6.2). A closed sublimation chamber connected with a calibrated Pirani gauge was used, which allows measuring the vapor pressure for diamondoid reaching its solid-vapor equilibrium state at a given temperature. The whole system is made of temperature-resistant glass and metal pieces, including the Pirani gauge, the joints, and gauge cable. For degasing and cleaning purpose this sublimation chamber was rinsed with ethanol then heated in an oven at a temperature over 70 °C for >5 h while connected to a vacuum pump protected by a cold trap using liquid nitrogen. The oven was also conditioned at a given temperature for 16 h before use, for insuring a homogeneous and stable temperature. The purity of synthesized diamondoids was verified by GC-MS. Adamantane 1, diamantane 10 and naphthalene were purified by sublimation. Diamondoids (about 300 mg) were grinded before being placed into a small glass flacon and weighted with a precision balance. The sample was put inside the sublimation chamber which was connected with a calibrated Pirani gauge (precision ±1µmHg, ±0.13 Pa). To dry the diamondoids powder, four cycles of primary vacuum / heating at 70 °C / cooling at room temperature were applied before measurements. Then, the chamber was put under vacuum during 5 minutes, to reach the lowest pressure (caution this value varies with the type of diamondoid, for example adamantane 100-118 µmHg, diamantane 11.5-15 µmHg, and naphthalene 90-181 µmHg). A valve positioned between the chamber and vacuum system was closed. After the chamber was disconnected from the vacuum system, it was put inside the oven that has been set up at a specific temperature (for instance 60 °C) and the pressure inside the chamber was measured with a manometer until it reached an equilibrium state (usually every 1 to 5 min, and then every hour, during 8 h). The entire system, the chamber and the measuring gauge were placed inside the oven. The temperature of the oven was controlled with a thermocouple connected to a multimeter. The thermocouple was calibrated by measuring the boiling point of distilled water and the melting point of ice. Comparing these values with its theoretical boiling point and melting point at local pressure (local pressure data was recorded from Dijon's official national Weather Station). The pressure was measured with a manometer in the scale 0-1000 µmHg. This method was repeated for various temperatures ranging from 20 to 75 °C. For room temperature, the system was placed in the oven turned-off.

Accurate calibration of the Pirani gauge was done with an appropriate standard product of known vapor pressure. Naphthalene was used for calibration of the gauge for temperatures between 20 and 55 °C, because of technical limitation an exponential extrapolation was operated for temperatures between 55 and 75 °C with r 2 fitting > 0.999. Vapor pressures of naphthalene measured at different temperatures with our system are given in Calibration of the gauge as a function of the temperature was achieved by calculating the invert ratio of the vapor pressure of naphthalene that was measured at equilibrium state (Figure 6.4, after 4 h experiments) over the reported references values (Figure 6.5), 3 as reported in Table 6.1. 
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Vapor deposition conditions and apparatus 1. Deposition at atmospheric pressure or low vacuum

A sublimation apparatus was designed for running vapor deposition of diamondoids at atmospheric pressure on various supports (Figure 6.16). Diamondoids for sublimation were placed in a DSC aluminum cup on a boron nitride element. Above this system was placed a planar substrate on which the diamondoids vapor will re-condense. Substrate and diamondoids were separated by a spacer of tunable size in ceramic. A boron nitride element was used as a heating element and was attached to a copper holder with tungsten clips in its corners. A thermocouple type K was fixed to a hole on the side of holder to get the approximate temperature of the heating element measured with a multimeter apparatus. The heating element itself was connected to the power supply. The power supply was tuned based on its voltage and current. The heating was obtained by the Joule effect by means of a generator and the temperature was monitored using a multimeter equipped with a thermocouple. For a given intensity the temperature of the system is higher under vacuum than under atmospheric air or argon. The system was sealed using copper gasket and a valve. It was connected to a vacuum ramp/argon, itself connected to a vane pump. Vacuum was measured with a vacuum manometer (± 1 mmHg). The work atmosphere was either air, argon or a primary vacuum was established (5 mbar). Whatever the atmosphere in the chamber, a pump cycle was operated for a period of 10 min. Depending on the conditions the valve was closed to achieve a static vacuum, or the vacuum ramp was used for slow introduction of argon. Then, the valve was closed for establishing a static atmosphere, or the valve remained open for dynamic vacuum operating conditions. After adjusting the intensity of the applied current the deposition could start. The temperature setting was also monitored as a function of time. After the deposition time, the source was switched off allowing the system to cool. Once the temperature dropped below 30 °C, the system was opened, the substrate on which the deposit was made was characterized by optical microscopy and by scanning electron microscopy (SEM), EXD and additionally X-ray diffraction. To avoid tampering of the sample, it was stored sealed in a freezer at 4 °C. The substrates we used were cleaved mica, or silicon (111) from wafers. The substrates were placed on the top of the spacer. Deposits of diamondoids were achieved following various conditions (vide infra part 3), and all deposits were observed by optical microscopy (X16 to X500 size) before SEM analysis.

Vapor deposition apparatus for experiments under high vacuum (PVD)

Before exposure, silicon substrates Si(111) wafer pieces, ca. 1 cm 2 , were cleaned out of carbon residue according to a RCA process (Radio Corporation of America is a standard set of wafer cleaning steps for high-temperature processing steps (oxidation, diffusion, CVD, PVD, etc.) of silicon wafers in semiconductor manufacturing: i) the silicon was immersed in a solution of distilled water: NH 4 OH : H 2 O 2 = 5 : 1 : 1 at 75-80 °C for 10 min; ii) it was then immersed in a solution of HF: distilled water = 1:100 or 1:50 at 25 °C for 15 s; iii) the silicon wafer was immersed in a solution of distilled water/HCl/H 2 O 2 = 5:1:1 at 75-80 °C for 10 min; iv) the substrate was submersed in distilled water and dried with argon flushed when it was put inside the main chamber.

Chapter 6: Experimental part 164 Following a fast entry procedure, the treated Si substrates were introduced in a first chamber, mainly built in silica and insuring a low pressure of ca. 10 -7 Pa (10 -9 mbar). At this stage a small layer of amorphous SiO 2 inevitably forms at the surface (as confirmed by XPS in Figure 6.17). The wafers were heated at 800 °C by an induction oven for 12 min to complete the surface cleaning. Such treatment allowed removal of remaining contaminants such as atmospheric carbon and oxygen species. After cooling, the substrate was transferred into the deposition chamber that was previously baked out and maintained under vacuum with a turbo pump and an ionic pump. The diamondoids were held in a silica ampoule that was independently evacuated at room temperature for purification. The ampoule was connected to the deposition chamber through a stainless steel pipe. Through a linear translator, the pipe can reach up to 3 cm the silicon surface. During exposure, the ampoule and the pipe are heated at 80 °C or more with the help of a heater tape and a thermocoax wire in order to generate a ca. 10 -1 Pa (10 -3 mbar) partial pressure of diamondoids inside the ampoule which also avoids cold spots. Diamondoid vapors were then introduced into the vacuum chamber via a leak valve to control the pressure. During exposures, the silicon sample was kept at a temperature below 40 °C controlled by a thermocouple.

During exposure, the pressure in the chamber increased slowly from 3.5 x 10 -5 Pa up to 1.5 x10 -4 Pa for exposure times longer than 15 min. A third chamber, connected to the two other ones, allows recording in-situ X-ray photoelectron spectroscopy (XPS) spectra, using a VG Microtech CLAM4 MCD analyzer system. These experiments were carried out with a non-monochromatised Al Kα radiation with detection normal to the surface. The deposition was conducted in a hand-made CVD apparatus (Figure 6.17). A quartz cylinder with a length 30 cm was used as a reactor. It was washed with acetone, flushed with compressed air, and heated before use. The temperature of the furnace was observed with a thermocouple connected to multimeter. The hydrogen gas was introduced into the reactor by a small metal tubing. The substrate was placed at a distance about 5 mm from the hydrogen's metal tip. The system was purged and filled with argon before use, then 100 mg of [Pd(η 3 -allyl)Cp] was placed inside the furnace and followed by the Position of substrates bearing diamondoids at surface / H 2 arrival substrate as fast as possible. Once the furnace was closed, it was covered with heating band and a thermocouple was connected on the outer wall of the furnace.

The argon flow was fixed at 80 mL/min. Then the vacuum pump was turned on and the pressure was fixed at 50 Torr using a needle valve connected to the manometer. The valve of hydrogen gas was opened and the flow was fixed at 3.2 mL/min then the heating band was set at 30 o C with the duration of deposition was about 6-7 h.

To stop the process, the flow of H 2 was fixed at 0 mL/min and valve of H 2 was closed and continued with turned off the vacuum pump. The system was left until it reaches 1 atm. It was done in similar way for argon. The substrate deposit was removed and kept in a closed vial for the characterization.

Synthesis of diamondoid phosphines and precursors 1. General information

The synthesis of sensitive products was done using Schlenk techniques. Glassware was dried in an oven at 110°C before use.

The tetrahydrofuran (THF) and diethyl ether solvents were distilled under argon using sodium (Na) and benzophenone mixture; dichloromethane (DCM) was purified by distillation under argon using CaH 2 ;

1,4-dioxane was purified by stirring with LiAlH 4 under argon overnight and distillation under argon (b.p. = 101 o C); CDCl 3 was dried over activated 4 Å molecular sieves under argon. 1 The other solvents were obtained directly from the manufacture or distilled from technical grade.

TLC was done on 0.2 mm silica gel with a fluorescent indicator (pre-coated polyester sheets UV 254 from Macherey-Nagel) or TLC Silica gel 60 F 254 on aluminum sheets (from Merck).

Column chromatography was done on silica gel (40-63 µm/230-400 mesh from Sigma-Aldrich or 0.063-0.2 mm/70-230 mesh from Macherey-Nagel).

NMR spectra were recorded at 300 MHz Bruker Avance (in Dijon), 400 MHz Bruker Avance (in Giessen), 500 MHz (in Dijon), and 600 MHz (in Dijon and Giessen) spectrometers. 1 H and 13 C NMR assignments were confirmed by DEPT-135/JMOD and two-dimensional 1 H- 13 C NMR experiments.

Adamantane and diamantane were obtained from the Giessen group. 1-Hydroxyadamantane 6 was purchased from Aldrich. 1-Aminoadamantane 64 and 1-bromoadamantane were purchased from Alfa Aesar. They were used directly without prior purification.

Procedures

a) 1-Hydroxydiamantane (30), 4-hydroxydiamantane (48), and 4,9-dihydroxydiamantane (49) Hydroxydiamantane derivatives were prepared according to the literature. In a 100-mL round bottom flask, 40 mL of H 2 SO 4 94.5% was cooled with a salt-ice bath at -13 o C. 1-Hydroxyadamantane (6.090 g, 40.0 mmol) was added and followed by PCl 3 (3.49 mL, 40.0 mmol, 1 eq.).

The mixture was stirred for 1 h at the same temperature (-13 o C) and for 4 h at r.t.

Workup:

The colorless solution was slowly poured onto 600 g of crushed ice. The white precipitate formed was then filtered, rinsed with distilled water, and dried in air. Pure 1-adamantylphosphonic dichloride was obtained as a white solid (10.124 g, 99% 

Workup:

The colorless solution was slowly poured onto 15 g of crushed ice. 100 mL of DCM was added and the mixture was stirred at r.t. Solid NaHCO 3 was added in small portions until no more bubbles appeared.

The aqueous phase turned clear yellow. It was extracted with DCM several times (total 225 mL of DCM) and diethyl ether (total 125 mL). It was dried over MgSO 4 and the solvent was evaporated and gave a yellowish sticky compound.

Purification:

Purification by column chromatography on silica gel using diethyl ether 100% (R f : 0.3) gave pure (3hydroxyadamant-1-yl)phosphonic dichloride as a white solid (1.417 g, 80%). Mw: 269.10. C q ; C-1), 43.91 (d, 2 J(C,P)=2.5 Hz, 2C; CH 2 ; C-8,9), 42.61 (d, 2 J(C,P)=4.6 Hz, 1C; CH 2 ; C-2), 34.53 (d, 4 J(C,P)=2.8 Hz, 1C; CH 2 ; C-6), 34.03 (d, 4 J(C,P)=3.8 Hz, 2C; CH 2 ; C-4,10), 30.07 (d, 3 In a 50-mL round bottom flask, 10 mL of H 2 SO 4 94.5% was cooled with a salt-ice bath at -12 o C. PBr 3 (0.24 mL, 2.5 mmol) was added, followed by 1-hydroxyadamantane (0.761 g, 5.0 mmol), and at the end another portion of PBr 3 (0.24 mL, 2.5 mmol, note: total PBr 3 was 1 eq.). It was stirred for 1 h at the same temperature (-12 o C) and for 3 h at r.t..

Workup:

The colorless solution was slowly poured onto 150 g of crushed ice. The white precipitate was then filtered, rinsed with distilled water, and dried in air. Pure 1-adamantylphosphonic dibromide was obtained as a white solid (1.352 g, 79%).

Mw: 342.01. 

B r B r O OH

In a 10-mL round bottom flask, 2 mL of H 2 SO 4 94.5% was cooled with a salt-ice bath until -15 o C. 1-Adamantylphosphonic dibromide (0.342 g, 1.0 mmol) was added and stirred until it completely dissolved. Then HNO 3 100% (0.38 mL, 9.0 mmol, 9 eq.) was slowly added. The colorless solution turned into orange slurry. It was stirred for 1 h at -15 o C and for 24 h at r.t.

Workup:

The colorless solution was slowly poured onto 10 g of crushed ice. 20 mL of DCM was added and stirred at r.t. Solid NaHCO 3 was added in small portions until no more bubbles formed. It was extracted with DCM several times (total 60 mL of DCM). It was dried over MgSO 4 and the solvent was evaporated to give a yellowish sticky compound. 10 mL of pentane were added into the flask containing the compound, and was stirred at r.t. overnight. A yellow powder was formed. Pentane solvent was removed with a pipette to let dry the powder in air. A yellow powder was obtained (0.276 g).

Purification:

Purification by column chromatography on silica gel with ether 100% (R f : 0.4) gave pure (3hydroxyadamant-1-yl)phosphonic dibromide (0.155 g, 43%). Mw: 358.01. C NMR (101 MHz, 300 K, CDCl 3 ): δ=68.40 (d, 3 J(C,P)=19.9 Hz, 1C; C q ; C-3), 55.04 (d, 1 J(C,P)=66.5 Hz, 1C; C q ; C-1), 43.94 (d, 2 J(C,P)=2.6 Hz, 2C; CH 2 ; C-8,9), 42.88 (d, 2 J(C,P)=4.6 Hz, 1C; CH 2 ; C-2), 34.58 (d, 4 J(C,P)=3.0 Hz, 1C; CH 2 ; C-6), 34.31 (d, 4 J(C,P)=4.0 Hz, 2C; CH 2 ; C-4,10), 30.19 (d, 3 Concentrated sulfuric acid (96%, 5 mL) was cooled to -15 °C < T < -12 °C in a 50 mL-round bottom flask equipped with magnetic stirring bar using a salt-ice bath. PCl 3 half portion (0.11 mL, 1.25 mmol) was added, followed by 4-hydroxydiamantane (0.511 g, 2.5 mmol) and another half portion of PCl 3 (0.11 mL, 1.25 mmol, note: total PCl 3 was 1 eq.). It was stirred for 1 h at the same temperature.

Workup:

The reaction mixture was poured onto 60 g of crushed ice and left for several hours. White precipitate then was filtered with a glass filter with frit size 3, rinsed with distilled water and dried in air.

Purification:

It was purified by column chromatography with silica gel using pentane:diethyl ether (19:1), and afforded 1-diamantylphosphonic dichloride (0.053 g, 7%). Slow evaporation of the solvent gave colorless crystals characterized by X-Ray diffraction analysis.

Changing the eluent with pentane:diethyl ether (9:1) gave 4-diamantylphosphonic dichloride (0.518 g, 68%). Slow evaporation of the solvent gave colorless crystals that we characterized by X-Ray diffraction analysis.

1-Diamantylphosphonic dichloride (181):

Mw: 305.18. Concentrated sulphuric acid 96% (2.25 mL) was placed in a 5-mL round bottom flask and was cooled to followed by HNO 3 100% (0.41 mL, 9.8 mmol, 9 eq.). The reaction mixture was stirred for 1 h at the same temperature (-15 o C) and for 7 h at r.t.

Workup:

The reaction mixture was slowly poured onto 38 g of crushed ice. 40 mL of DCM was added and followed by NaHCO 3 in portions until a neutral pH is reached and the aqueous phase turned clear yellow. It was extracted with DCM (110 mL) and dried over MgSO 4 . The solvent was evaporated to get 0.325 g of crude product.

Purification:

It was purified by column chromatography on silica gel using DCM:diethylether 1:1 (R f : 0.3) to afford (9hydroxydiamant-4-yl)phosphonic dichloride (0.242 g, 69% yield) as a white solid.

Method B: 0.331 g, 1.5 mmol) was added and followed by PCl 3 (a. 1 eq., 0.22 mL, 2.5 mmol; b. 1 eq., 0.44 mL, 5 mmol; c. 2.25 eq., 0.33 mL, 3.75 mmol). The reaction mixture was stirred for 1 h at the same temperature and for 3 to 6 h at r.t., depending on the conditions a, b, or c (see Scheme above).

P Cl Cl O OH

Workup:

The reaction mixture was slowly poured onto crushed ice. White precipitate appeared and it was left for overnight. The white precipitate was filtered with sintered glass Buchner funnel and rinsed with distilled water. The solid was dried in air.

Purification:

Purification by column chromatography on silica gel with pentane:diethyl ether (3:1) afforded 4,9dichlorodiamantane (R f : 0.88) and (9-chloro-diamant-4-yl)phosphonic dichloride (R f : 0.28). Changing the eluent with DCM:diethyl ether (3:1) give (4,9-diamantyl)diphosphonic dichloride (R f : 0.76). Changing the ratio of the same eluent to 1:1 afforded (9-hydroxydiamant-4-yl)phosphonic dichloride (R f : 0.22) as a white solid.

4,9-Dichlorodiamantane (183):

Mw: 257.20.

1 H NMR (600 MHz, 298 K, CDCl 3 ): δ=2.13 (s, 12H; CH 2 ; H- 

Workup:

1 mL of distilled water was added carefully drop by drop, and the colourless solution turned into a viscous white liquid. It was extracted with 10 mL of DCM and dried over MgSO 4 . The solvent was evaporated to get a pure white air sensitive solid compound of hydroxyphosphine 186 (0.034 g, 92%)

that was conserved under argon to avoid phosphine oxidation.

When contacted with air for 5 minutes, the product was quantitatively oxidized. 1 mL of distilled water was added carefully drop by drop with a pipette and colourless solution turned into a viscous white liquid. It was extracted with 10 mL of DCM and dried over MgSO 4 . The solvent was evaporated to get 0.025 g of mixture products difficult to separate (94% of 4,9-diamantylphosphine and 6% of 4-diamantylphosphine) that was conserved under argon to avoid phosphine groups oxidation. Workup:

3-Phosphinoadamantan

Mw

10 mL of distilled water was carefully added with a pipette and two phases were obtained. The water phase was extracted with diethyl ether (3x20 mL) and DCM (3x20 mL). The combined organic phases were dried over MgSO 4 . The solvent was evaporated to get a white solid crude product.

Purification:

Purification by column chromatography on silica gel was performed first with pentane eluent, and then diethyl ether:ethanol (9:1). A second column chromatography on silica gel was done with diethyl ether:methanol (9:1) that unfortunately failed to remove all the impurities. Phosphine oxide 191 was then recrystallized in warm methanol at 60 °C to give pure 1-adamantyldiphenylphosphine oxide (0.772 g, 57% Workup:

4.5 mL of distilled water was added carefully with a pipette and two clear phases were obtained. The water phase was extracted with 30 mL of diethyl ether and 30 mL of DCM. The combined organic phases were dried over MgSO 4 , and the solvent was evaporated. A yellow sticky crude compound (0.3020 g) was obtained.

Purification:

Phosphine oxide 192 was recrystallized in DCM/hexane (2:1) for overnight to get crystals and sticky impurities that could not be separated (0.269 g, 76% Workup:

1 mL of distilled water was added carefully with a pipette, 3 mL of saturated NH 4 Cl, and 10 mL of diethyl ether. The water phase was extracted with diethyl ether (2x10 mL) and DCM (3x10 mL). The combined organic phases were dried over MgSO 4 and the solvent was evaporated.

Purification:

It was recrystallized in warm methanol at 60 °C to give a pure 4-diamantyldiphenylphosphine oxide (0.042 g, 31% Workup:

4 mL of distilled water was added carefully with a pipette and two clear phases were obtained. The water phase was extracted with 40 mL of diethyl ether and 40 mL of DCM. The combined organic phases were dried over MgSO 4 and the solvent was removed. A white solid crude product was obtained.

Purification:

The purification with column chromatography failed and recrystallization in warm MeOH at 60 o C was achieved. The crystals were rinsed with cold MeOH, we got colourless crystals (0.008 g, 4%). Repeated the experiment with the same condition improved the yield (0.020 g, 10% 

Workup:

The white precipitate was filter, rinsed with toluene and diethyl ether, and dried in air.

Purification:

Purification by column chromatography on silica gel with eluent diethyl ether:methanol (3:1) gave tribenzyl(9-hydroxydiamantan-4-yl)phosphonium bromide (0.020 g, 16%). The crystals were grown in ethanol.

Mw: 587.57. In 2-neck-100-mL-flask containing dry THF (20 mL) and lithium metal (0.090 g), distilled chlorodiphenylphosphine (0.9 mL, 5.0 mmol) was added under argon at r.t. for 17 h. The reaction mixture turned clear orange solution lithiumdiphenylphosphanide (Li-PPh 2 ) which is air sensitive. The remaining Li (0.020 g) was removed with a forcep. Two equivalents (0.070 g, 2.0 mmol) of Li were consumed during the reaction.

The 1-bromoadamantane (1.076 g, 5.0 mmol) in 20 mL of dry THF was slowly added (1 drop/second) during 20 min using addition funnel into reaction mixture at -78 °C and stirred for 1 h at the same temperature and for 7 days at r.t.

Selenium powder (0.3945 g, 5.0 mmol) was added at r.t. and the clear orange solution turned into clear black. The mixture was stirred under argon for 3 h.

Workup:

The solvent was evaporated. Distilled water was added. It was extracted three times with DCM, dried over MgSO 4 , then was filtered. The solvent was evaporated to get 1.948 g of light yellow oil.

Purification:

5 mL of diethyl ether was added and a white solid appeared. The solid was separated, rinsed with pentane, and dried in air (0.679 g, 34%). After several days it turned into a reddish brown solid without alteration.

Mw: 399.37 The 1-bromoadamantane (1.076 g, 5.0 mmol, 1 eq.) in dry THF (10 mL) was added slowly (1 drop/second) during 20 min using addition funnel into reaction mixture at -78 °C and stirred for 2 h at the same temperature and for 5 days at r.t.

Sulfur powder (0.160 g, 5.0 mmol, 1 eq.) was added at r.t. and the clear orange solution turned into clear yellow. It was keep stirred under argon for 3 h.

Workup:

The solvent was evaporated. 60 mL of diethyl ether was added, followed with distilled water to remove lithium halide. The mixture was extracted three times with DCM, dried over MgSO 4 , then was filtered.

White crystals appeared (0.793 g, 45%). It was characterized by X-Ray diffraction analysis.

(Note: using the sodium metal, first step for 2. 5 1-Adamantyldiphenylphosphine sulfide (0.053 g, 0.15 mmol), LiAlH 4 (0.017 g, 0.45 mmol, 3 eq.) and dry 1,4-dioxane (6 mL) were placed under argon in a Schlenk tube equipped with a reflux system. The mixture was heated under reflux for 24 h.

Workup:

The reaction mixture was cooled. It was filtered under argon using filter paper and rinsed with 3 mL of dry 1,4-dioxane to get a colourless filtrate. The solvent was evaporated. A very air sensitive white solid was obtained (0.029 g, 60%). Any contact with air oxidizes this 1-adamantyldiphenylphosphine to 1adamantyldiphenylphosphine oxide.

Method B: Chapter 6: Experimental part 191 1-Adamantyldiphenylphosphine selenide (0.060 g, 0.15 mmol), LiAlH 4 (0.017 g, 0.45 mmol, 3 eq.) and dry 1,4-dioxane (6 mL) were placed under argon in a Schlenk tube equipped with a reflux system. The mixture was heated under reflux for 24 h.

Workup:

The reaction mixture was cooled. It was filtered under argon using filter paper and rinsed with 3 mL of dry 1,4-dioxane to get colourless filtrate. The solvent was evaporated. A very air sensitive white solid was obtained (0.029 g, 60%). Any contact with air oxidizes this 1-adamantyldiphenylphosphine to 1adamantyldiphenylphosphine oxide.

Mw: 320.41. 

Conclusions and perspectives

Synthetic modifications of adamantane and diamantane are well developed. Their applications have covered multidisciplinary studies, including fields such as biology, materials, electronics, and catalysis.

Therefore the versatility of diamondoids has been already largely proven and further exciting development are achievable. The present bibliographical chapter constitutes a valuable foundation for the carbon-metal organohybrid construction we aim based on functionalized diamondoids.

Readily accessible processes for the mild vapor deposition of functionalized diamondoids provide previously unobserved self-assembly of organic micro-and nanocrystals. Key thermodynamic data including sublimation enthalpy of several diamondoid derivatives have been determined from a new measurement protocol at solid-vapor thermodynamic equilibrium state (Chapter 2). The conditions of pressure used for the depositions are crucial and if appropriately adjusted lead to deposits resistant to high vacuum and high energy beams. Vapor deposition under atmospheric pressure of air or argon lead to unprecedented assemblies that apparently capture gases, and turn to hollow edifices upon gas evacuation. Depending on the type of functional group and its position on the diamondoid, the general structure of the discrete deposits can vary dramatically and anisotropic structures such as rods, needles, triangles or truncated octahedra form. Self-assembled edifices of sizes ranging from 20 nm to several hundred micrometres can be obtained with conservation of a similar geometry for a given diamondoid.

Our first approach for building hybrid carbon-metal ordered structures was based on the two steps self-assembly of functionalized diamondoids on silicon by vapor phase, followed by palladium deposition using low-temperature OMCVD promoted at 65 o C in the presence of H 2 reactive gas. This approach (as described in Chapter 3) clearly failed. By lowering the temperature and extending the duration of deposition, we forced the deposition of palladium, but without specific selectivity or ordering over the substrates. As a consequence, thick uniform Pd layers were observed. Apparently the affinity of palladium with the Si surface (partially oxidized or with OH surface groups) is stronger than with the hydroxylated or fluorinated diamantanes. The reported studies of the influence of functional group on surface have shown that the presence of hydrogen/hydroxyl-terminated surface initiated the Pd decomposition. 1,2,3,4 But in our case, the presence of H and OH at the surface of diamantane cages did not produced enough affinity to palladium. 
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To solve this issue, we changed our approach and decided to generate strong covalent bonding between the functionalized diamondoids and the transition metal. Concerning palladium, its affinity with phosphorus is well-known. Therefore we anticipated that forming hybrids might be facilitated by introducing phosphino groups onto the diamondoids. The idea would be then to strongly coordinate the first palladium units that may in turn initiate nucleation of nanoparticles and growth of new hybrid edifices. The synthesis of a variety of original diamondoids functionalized with P-containing groups is the subject of Chapter 4.

We synthesized a full set of unprecedented functionalized diamondoid phosphines based on adamantyl and diamantyl frameworks. Our approach was to first investigate synthetic pathways on unfunctionalized and easily accessible adamantyl backbone, then to transfer these conditions to diamantane derivatives. We delivered synthetic roads to functionalized diamondoid phosphines and Our first attempt to build hybrid Pd-diamondoid on Chapter 3 using hydroxydiamantane showed that palladium growth by CVD had no specific selectivity towards diamondoids. Changing the hydroxy group with P(V) phosphonic dichloride 182 could not increase the affinity and did not conduct the preferential growth of palladium over the diamondoid. However, by switching the strategy and using P(III) phosphine Conclusions and perspectives 285 as anchoring sites, hybrid material Pd@PH 2 -Diam-OH was achieved. By varying the duration of palladium deposition by CVD, we could control the growth of palladium. At shorter time (1 h run), SEM analysis showed that the metallic Pd nodules grew preferentially on Si support. XPS and TEM confirmed that the hybrid was present since the first one hour. After 3 h run, the SEM analysis showed that a new smooth layer appeared, covering the columnar self-assembly 190, and nodules formed with size 100-400 nm that are dispersed all over the sample. And after more than 5 h run, the smooth layer was clearly visible by SEM, covering the columnar self-assembly, and the size of nodules increased with most of them about 700 nm. XPS measurement indicated that an insulator material Pd@PH 2 -Diam-OH formed during the CVD deposition with P-Pd interaction. These characterizations revealed that the formation of the hybrid occurs at the very first stage of the deposition, and then could be in competition with nucleation and growth of the nodules (or rearrangement of the surface deposition in nodules).

To deeply understand about the mechanism of the growth that happened during CVD process, several additional experiments are prerequisite.

First, to get the X-Ray structure of resulted molecule by mixing Pd precursor [Pd(allyl)Cp] with hydroxyphosphine 190 would give some information about the species that was formed during the metal deposition. 5 Second, try to have self-assembly of 190 by PVD that have cleaner environment (reduced pressure 10 -6 mbar) and far more thinner (nano-size particles, like on the case PVD of 1-hydroxydiamantane) by controlling the size using quartz balance. We can also reduce the size by vapor deposition at lower temperature and shorter duration of deposition. From this deposit, we can study about the morphology of the thin layer self-assembly.

Third, using XPS, we can study the growth of palladium on PVD self-assembly at various duration of metal deposition. It will give more information about the species that are formed during the deposition, and we could master the conditions for controlling the growth. Furthermore, by reducing the thickness of deposit into nanometer-size, we could reduce the charging effects that we observed previously during XPS measurements and get the real binding energies (BE) to get a good interpretation of the hybrid species.

Fourth, to understand the role of heteroatom on diamondoid phosphine, different phosphines can be used (i.e. PH 2 -diamantane-Cl, PH 2 -diamantane-SH). Such of different form of self-assemblies are Fifth, we can learn more about versatility and selectivity of phosphine as anchoring sites by altering the palladium that was used for metal deposition with various types of metals, such as Pt, Au, or Ni.

Phosphorus doped carbon material could increase the catalytic performance of platinum catalyst. 6 With the addition of phosphorus, it can inhibit the aggregation and reduce the size of Pt nanoparticles that really important in improving chemical activity of catalysts. The phosphorus (doping on carbon) also played decisive role in enhancing the stability of platinum particles because it has strong interactions with platinum. 7 Depositing of gold on diamondoid phosphine may be also very interesting. Gold on phosphorus supported carbon has recently been reported alter the phisico-chemical properties. 8,9 Pd nanoparticles on carbon could be used for selective heterogeneous nucleation and growth of Ni. 10 Addition of phosphorus on material could improve the mechanical properties of nickel but it should be optimized because too low or high P can cause the embrittlement. 11 Further characterizations to uncover the attractive novel physical properties (optic, electronic, magnetic, and conductive "band-gap") of organohybrid Pd@PH 2 -Diam-OH due to the inclusion (doping) with metal centers are needed.

Determination of such exact bonding type of P-Pd by Raman spectroscopy, 12,13 FT-IR, 14 and EXAFS are required. With EXAFS, we also could characterize the interface of diamondoid/metal and get a better understanding the mechanism of the growth. To see more precisely the topology of hybrid and nodules, Conclusions and perspectives 287 it can be analyzed by Atomic Force Microscopy (AFM). 15 Characterization with SIMS (dynamic mode) allows getting the relative thickness of sample, or with SIMS (static mode) permits to determine the relative composition of the external layers.

To learn more about its electronic properties of the hybrid, Scanning Tunneling Spectroscopy (STS) needs to be performed. 16 With this technique, we can explore if the hybrid has metallic properties by measuring their conductivity.

Envisaging the applications, the use of palladium nanoparticles on silica-starch substrate (PNP-SSS)

inspires us for uses in catalyst. Panahi group developed this excellent catalyst by immobilizing the palladium nanoparticles on silica-(potato) starch for Heck, copper-free Sonogashira, and Suzuki reactions. 14,17 This catalyst can be reused more than six times by simply filtration without remarkable loss of catalytic activity in water. The use of the hybrid as recoverable catalytic materials in such C-C cross-couplings is expected to give higher efficiency since the presence of phosphine in our hybrid can increase the catalytic activity. Some preliminary results in Pd-catalyzed reaction were done in our group using hydroxyphosphine 190 as ligand in water and it gives encouraging results. 18 For application in electronics, by using the hybrid that containing transition metal as seeds for growing diamond-like films, the reactivity of such seed nanostructures are expected to promote the formation of diamond-like films under mild conditions through C-H activation and C-C coupling.

Diamond now is considered as wide bandgap (WBG) semiconductor 19 that will replace the silicon because it allows power electronic components to be smaller, more reliable, and more energy efficient than silicon. WBG semiconductors permit devices to operate at much higher temperatures, voltages, and frequencies making these materials significantly more powerful than those made from conventional semiconductor materials. But the challenge here is to manufacturing these WBG materials to be effective in their applications. Using the hybrid for promoting the growth of diamond at lower temperature could tackle the problem of precise construction of the diamond devices with specific size and thickness. 
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  Abbreviations

  diamond-like films with controlled purity by vapor phase deposition techniques and chemical methods (PVD, CVD) inspired by transition metal reactivity (C-H bond activation and transition metal promoted C-C bond formation). The name ''diamondoid'' has been used to term cage hydrocarbon molecules of a size larger than adamantane (C 10 H 16 ) that are totally or mostly superimposable on the cubic diamond lattice. Thus, most diamondoids are unique hydrocarbon nanostructures that can be described as fully hydrogen-terminated nanometer-sized diamonds. 1 Judging from the revolutionary progress during the last decade in novel carbon nanomaterials, such as sp 2 -C-based fullerenes, nanotubes, and graphenes, the sp 3 -C-based diamondoids are exciting new materials. They are complementary to the sp 2 -Cbased materials and combine the unique features of both diamond and carbon nanostructures. They provide new opportunities for scientific discoveries and technological applications over a wide range of disciplines and at the same time affect multiple industrial applications concerning energy, electronics, biopharmaceuticals, and even consumer goods.

Figure 1 . 2 .

 12 Figure 1.2. Carbon framework of cyclohexamantane C 26 H 30 based on single-crystal X-ray diffraction with a view along a diamond (111) crystal-lattice plane (left), and "wheel-like" side view of the same molecule (right).

Figure 1 . 3 .

 13 Figure 1.3. Adamantane nomenclature following von Baeyer system (left), and diamantane, triamantane and anti-tetramantane names following the Schleyer and Balaban representation.

  (a) J. S. Chickos, W. E. Acree Jr. J. Phys. Chem. Ref. Data, 2002, 31, 537-698 and references cited therein. (b) T. Clark, T. Knox, H. Mackle, M. A. McKervey, H. Mackle, J. J. Rooney. J. Am. Chem. Soc., 1979, 101, 2404-2410. Thermochemistry of bridged-ring substances. Enthalpies of formation of some diamondoid hydrocarbons and of perhydroquinacene. Comparisons with data from

Figure 1 . 4 .

 14 Figure 1.4. Triamantane (34 and 35), tetramantane (36 and 37) and pentamantane (38 and 39)

Scheme 1 . 3 .

 13 Scheme 1.3. Hydroxylated adamantanes 6 and 40-43 (nry. stands for no reported yield).

Scheme 1 . 4 .

 14 Scheme 1.4. Hydroxylated diamantanes 30, 32, 48-51, and tosyloxy derivative 52.

Scheme 1 . 5 .Chapter 1 :

 151 Scheme 1.5. Polymantane alcohols 54-59.

  resulting compounds have been used in applications that span fields extending from basic synthetic methods (section 1.4 part 4) up to highly technological applications towards advanced nanoelectronic devices (section 1.4 part 3). The use of detonation nanodiamond in materials and biomaterials is certainly the most developed area of research up to now (section 1.4 part 2 and 1.4 part 1). In the following we introduce some representative examples of organohybrids purposely developed for novel applications. This selection mainly concerning lower diamondoids, includes some pertinent examples

OFigure 1 . 5 .

 15 Figure 1.5. Adamantane derivatives with biological activity: from simple Amantadine to polyfunctionalized Saxagliptin.

Chapter 1 :

 1 Diamondoids and their functionalization 35Due to the ability of adamantane and its derivatives to attach to DNA, it has been possible to construct well-defined nanostructures consisting of DNA fragments as linkers between adamantane cores.

Figure 1 . 6 .

 16 Figure 1.6. (a) Host-guest inclusion complexes with carboxylic acid and peptide derivatives of adamantane, diamantane, and triamantane in β-CD and γ-CD. (b) Enzyme-responsive snap-top covered silica nanocontainers.

area of approximately 1 cm 2 .[Figure 1 . 7 .

 217 Figure 1.7. Monochromatic electron photoemission from self-assembled monolayers of [121]tetramantane-6-thiol on Au or Ag (right picture is reproduced with permission from ref. 140, copyright Elsevier publisher).

Figure 1 . 8 .

 18 Figure 1.8. Diamondoids in molecular machines: (a) nanogyroscope with fast diamantane rotator and (b) highly mobile adamantane-wheeled nanocars.

Figure 1 . 9 .

 19 Figure 1.9. Chiral tetrapeptide platform (A) incorporating γ-aminoadamantane carboxylic acid as organocatalyst for enantioselective kinetic resolution of trans-cycloalkane-1,2-diols.

  147 G. Eastham, N. Tindale. PCT Int. Appl., 2005, WO 2005079981 A1 20050901. Catalyst system for carbonylating ethylenically unsaturated compounds. 148 H. Richter, H. Schwertfeger, P. R. Schreiner, R. Fröhlich, F. Glorius. Synlett., 2009, 2, 193-197. Synthesis of Diamantane-Derived N-Heterocyclic Carbenes and Applications in Catalysis. 149 C. E. Müller, L. Wanka, K. Jewell, P. R. Schreiner. Angew. Chem. Int. Ed., 2008, 47, 6180-6183. Enantioselective Kinetic Resolution of trans-Cycloalkane-1,2-diols. Chapter 1: Diamondoids and their functionalization 43
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Scheme 1

 1 Scheme 1 Lower diamondoids: polymantanes (2-4d) are built by facefusing of adamantane (1) units.

Scheme 2 Scheme 3 Scheme 4

 234 Scheme 2 Diamantylhalides 2-1-2-11.

Scheme 6 Scheme 5

 65 Scheme 6 Amino-, amido-, and nitrodiamantanes 2-20-2-27.

34

 34 

Scheme 9

 9 Scheme 9 Alkylated adamantanes and diamantanes 1-24-1-27 and 2-38, 2-39.

Scheme 12

 12 Scheme 12 Unequally difunctionalized diamantane halides 2-43-2-54.

Scheme 16

 16 Scheme 16 Host-guest inclusion complexes in b-CD (top) and g-CD (bottom) of derivatives of adamantane (1), diamantane (2), and triamantane (3) bearing a carboxylic acid or peptide side chain.

Scheme 17

 17 Scheme 17 Monochromatic electron photoemission from self-assembled monolayers of [121]tetramantane-6-thiol on gold.

Scheme 20

 20 Scheme 20 The metal-organic framework building blocks based on adamantane and diamantane (a), and the molybdenum(VI) oxide-organic framework system based on 1,6-bis(1,2,4-triazol-4-yl)diamantane (2-62) (see (b) adapted from ref. 104).

Figure 2 . 1 .

 21 Figure 2.1. Adamantane 1, diamantane 10, and their hydroxylated derivatives (6, 30, 49).

Figure 2 . 2 .

 22 Figure 2.2. Vapor pressure of diamondoids as a function of temperature.

  ). The enthalpies of sublimation obtained from these equations are ΔH o = 60.0 kJ mol -1 for 1, 92.1 kJ mol -1 for 10, 102.1 kJ mol -1 for 30, 108.8 kJ mol -1 for 48, and 96.4 kJ mol -1 for 25. They indicate the highest volatility for adamantane, and the lowest for hydroxydiamantane derivatives.

Table 2 . 3 .

 23 Clausius-Clapeyron equations for the sublimation of diamondoids (pressure in Pa, T in K).

Figure 2 . 4 .

 24 Figure 2.4. Palladium and platinum organometallic precursors selected for CVD deposition (Chapters 3 and 5).

Figure 2 . 5 .

 25 Figure 2.5. Sublimation apparatus.

Figure 2 . 6 .

 26 Figure 2.6. Adamantane 1 deposited on mica and Si.

Figure 2 . 7 .• 1 -Figure 2 . 8 . 1 -• 4 -Figure 2 . 9 . 4 -• 4 -Figure 2 . 10 . 4 - 2 . 11 .

 271281429442104211 Figure 2.7. Diamantane 10 deposited on mica and Si.

Figure 2 . 11 .

 211 Figure 2.11. Triangle motifs of 25 on mica and Si.

Mica, 85°C, 30 Figure 2 . 12 . 1 -• 1 -Figure 2 . 13 . 1 -• 1 -Figure 2 . 14 . 1 -Figure 2 . 15 . 4 , 9 -

 302121121311214121549 Figure 2.12. 1-Hydroxyadamantane 6 deposits on mica and Si.

Figure 2 . 16 . 4 , 9 -

 21649 Figure 2.16. 4,9-Difluorodiamantane 27 deposits on mica and Si.

Figure 2 . 17 .

 217 Figure 2.17. Optical and SEM images of 30.

Figure 2 . 18 .Figure 2 . 19 .

 218219 Figure 2.18. SEM images of 48.

Figure 2 . 20 .

 220 Figure 2.20. Molecular structure X-Ray of a 1-hydroxydiamantane 30 single crystal that was obtained by sublimation apparatus and determined by X-ray structure analysis.

Sublimation was then conducted under 5

 5 mbar of reduced pressure. The deposition experiments were conducted either under static vacuum (initial pressure 5.3 mbar) or dynamic vacuum (5.3 mbar). We also investigated the deposition under 1 atm of argon. Temperature conditions ranging between 70 and 100 °C were applied. The Figure 2.21 depicts the SEM analysis on a microcrystal as a function of the deposit conditions. a) Argon 1 atm, 93 o C, 20 min b) Static vacuum, 5.3 mbar, 100 o C, 20 min c) Dynamic vacuum, 5.3 mbar, 68 o C, 30 min

Figure 2 . 21 .

 221 Figure 2.21. SEM images of crystals of 1-hydroxydiamantane 30 deposited under various conditions.

Figure 2 . 22 thatF

 222 presents a deposit of functionalized diamondoid 25 on silicon (area-Spect 3, EDX C Kα1 = 0.280 keV, Kα1 = 0.532 keV) and compares it to a pristine zone of the silicon substrate (area-Spect 2, EDX Si Kα1 = 1.739 keV). Thus, consistently with the single crystal X-ray diffraction analysis that attested high crystallinity and purity of the deposits, the peaks corresponding to the electron binding energies K α1 for C, and F (and Si substrate) were detected depending on the focus area of the beam. The size distribution in Figure2.22 (right) confirmed an average size of 40 μm with the major part of the particles having a size between 25 and 55 μm. More than 90% of the visible aggregates had pyramidal and octahedral shapes, and less than 5% edifices experienced Ostwald ripening for reaching sizes above 60 µm (small crystals or particles dissolve and redeposit onto larger crystals or particles because larger particles are more energetically favoured than smaller particles).

Figure 2 . 22 .Figure 2 . 23 .Figure 2 . 24 .

 222223224 Figure 2.22. SEM micrograph of 25 deposited on a silicon substrate (top-left). EDX analysis of different zones (area-Spect2 and area-Spect3), beam energy 5 keV, beam size 1 µm 3 . C Kα1 = 0.280 keV, F Kα1 = 0.532 keV and Si Kα1 = 1.739 keV (bottom-left). Related histogram of the size of crystals averaged at 40±15 m on > 90% of particles (right).

  fast and easy access to self-assembled microcrystal diamondoids. Instead we thus used a three-chamber high vacuum physical vapor deposition (PVD, 10 -9 mbar) apparatus incorporating in-situ XPS analysis (details in Experimental Part). Diamondoid vapours were brought very close to the substrates through a heating tube placed at 2 mm distance. This apparatus was kindly loaned by Dr. B. Domenichini (LICB UMR CNRS-6302, Dijon), and he supervised the entire process conducted with M. Didier Poinsot (Figure2.25).

Figure 2 . 27 .

 227 Figure 2.27. SEM pictures of two different areas.

Figure 2 . 28 .

 228 Figure 2.28. EDX analysis of 1-hydroxydiamantane 30 deposited by PVD in Si(111).

  BE OKLL = 978.3 eV, BE O1s = 532.5 eV, BE Si plasmon = 167.8 eV, BE Si2s = 150.8 eV, BE Si plamon = 117.7 eV, BE Si2p = 99.7 eV

Figure 2 . 29 .Figure 2 . 30 .

 229230 Figure 2.29. XPS analysis of Si(111) wafer after RCA protocol cleaning and heating 800 o C.

Fig. 1

 1 Fig. 1 Fully hydrogenated hydrocarbon cages adamantane 1 and diamantane 2, and functionalized diamantane analogues 3-5.

Fig. 2

 2 Fig. 2 Optical microscopy of deposits of functionalized diamantanes 3-5. Deposition at 85 °C on mica for 30 min: (a) 1-hydroxydiamantane 3; (b) 4-hydroxydiamantane 4; (c) 4-fluorodiamantane 5; (d) Enhancement from (a-c) micrographs of typical microcrystals of 3-5.

Fig. 4

 4 Fig. 4 SEM micrograph of 5 deposited on a silicon substrate (top). EDX analysis of different zones (area-Spect2 and area-Spect3), beam energy 5 keV, a beam size 1 μm 3 . C Kα1 = 0.280 keV, F Kα1 = 0.532 keV and Si Kα1 = 1.739 keV (middle). Related histogram of the size of crystals averaged at 40 ± 15 μm on >90% of particles (bottom).

Fig. 5

 5 Fig. 5 SEM micrograph of nanocrystals of 1-hydroxydiamantane 3 deposited on Si(111)/SiO 2 by PVD under a pressure 1.4 × 10 -6 mbar of argon (left). Magnification on a typical hexagonal-shaped nanocrystal (top right) and related histogram of the size of nanocrystals (bottom right).

3. 1 )Figure 3 . 1 .Figure 3 . 2 .

 13132 Figure 3.1. Classification of vapor deposition modes.
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 3 CVD of Pd on functionalized diamantanes 77

Figure 3 . 3 .

 33 Figure 3.3. Experimental set-up for OMCVD.

Figure 3 . 4 .

 34 Figure 3.4. Left: Deposit of 30 on Si (dynamic vacuum, 4 Torr, 80 o C, 2 min) followed by CVD of palladium (65 o C, 51 Torr, using precursor 1) with enhancement (zone 1 for spectra 1, and zone 3). Right: EDX spectra for zone 1, 2, and 3.

Chapter 3 :Figure 3 . 5 , 3 . 5 ,

 33535 CVD of Pd on functionalized diamantanes 79 Conversely, and much to our surprise and disappointment, we found that the palladium deposition almost did not occur on the diamondoids self-assembly. EDX analysis focused on the hydroxylated diamondoid particles (zone 3, Figure 3.4), confirmed the presence of peaks that exclusively corresponds to the diamondoid substrates (C and O at 0.3 eV and 0.55 eV), and the absence of any Pd peak expected at 2.85 eV (see Spectre 1, left Figure 3.4). We observed a similar phenomenon of palladium deposit segregation avoiding the area specifically covered with the fluorodiamantane 25 (Spectre 3) to clearly nucleate over outside areas (Figure Spectre 1).

Figure 3 . 5 .

 35 Figure 3.5. Left: deposit of 25 on Si (dynamic vacuum, 4 Torr, 80 o C, 2 min) followed by CVD (65 o C, 51 Torr, using precursor 1) and enhancement (zone 3). Right: EDX spectra for zone 1, 2, and 3.

in Figure 3 . 6 .

 36 Over these long periods of time, thick Pd deposits occurred as layers and the initial diamondoid deposits were thus hardly discernible. Again, the expected use of the hydroxy function on diamondoids as preferential sites for metal growing was clearly not demonstrated by this long-time low temperature approach.

Figure 3 . 6 .

 36 Figure 3.6. SEM image of Pd deposit thick layers over 30 and corresponding EDX analysis (% atomic).

5 .

 5 Scheme 4.5. Synthesis of adamantyl diphenylphosphinate.

Scheme 4 . 6 .

 46 Scheme 4.6. Bromination and hydroxylation of adamantane.

Figure 4 . 1 .

 41 Figure 4.1. Air-stable primary phosphines.

1 J

 1 PH = 193 Hz, Scheme 4.13). The chloro-functionalized diamantylphosphine 188, similarly to 190, is air stable for several days in the solid state and in solution (34% after 19 days).

Figures 4 . 2

 42 Figures 4.2 and 4.3 illustrate the monitoring in time of oxidation of the functionalized diamantylphosphine 188, evidencing a very slow kinetic.

Figure 4 . 2 .

 42 Figure 4.2. 31 P NMR (600 MHz, CDCl 3 ) after 19 days (left is the oxide of 188 at 27.84 ppm and right is the phosphine 188).

Figure 4 . 3 .

 43 Figure 4.3. Formation of phosphine oxide 188 over time monitored by 31 P NMR.

Chapter 4 :

 4 Functionalization of diamondoid phosphines 97

  modest yield of 191 (δ p = 34.3 ppm) (Scheme 4.14). Using three equivalents of phenyllithium and treatment with water on 178 give straightforwardly 192, and avoid any protection/deprotection sequences. This pathway thus reduces the number of synthetic steps to get 192 by phenylation (δ p = 33.8 ppm).

Scheme 4 . 14 .

 414 Scheme 4.14. Synthetic route of arylation of phosphorylated adamantyl compounds (X-ray crystal structures for 191 and 192, showing mostly identical arrangement, are provided).

) Scheme 4 . 15 .Scheme 4 . 16 . 4 . 4 .

 41541644 Scheme 4.15. Arylation of phosphorylated diamantyl derivatives.

  (P-O)=1.461(4) Å; 48: d(C-O)=1.4428(16) Å; 181: d(P-O)=1.458(3) Å; 184: d(P-O)=1.453(3) Å, d(C-Cl)=1.825(4) Å; 185: d(P-O)=1.463(2) Å; 193: d(P-O)=1.5001(17) Å; 194: d(P-O)=1.4963(15) Å, d(C-O)=1.437(2) Å; 195: d(C-O)=1.429(2) Å, d(O-Br) = 3.4239(15) Å, angle O-H-Br = 162.6°.

Figure 4 . 3 .

 43 Figure 4.3. X-ray crystal structures of diamantane derivatives and some typical bondings.

Scheme 4 . 18 .

 418 Scheme 4.18. Synthesis of tetradiphenylphosphine sulfide 200 and its molecular structure obtained from X-ray structure analysis (d(P 1 -S 1 )=1.9697(8) Å, d(P 2 -S 2 )=1.9520(8) Å, d(P 3 -S 3 )=1.9609(8) Å, d(P 4 -S 4 )=1.9571(8) Å).
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 4 Functionalization of diamondoid phosphines 102 course of our investigations we also synthesized various tertiary phosphines (199, Scheme 4.17) with their pentavalent oxides(191, 192, 193, 194), sulfides (198), selenides (197) and phosphonium salt (195), as well as other difunctionalized derivatives for which synthetic protocols and characterizations are reported (Scheme 4.14, 4.15, 4.16, and 4.17). Unexpected air-stability of some primary diamondoid phosphines (188, 190, Scheme 4.13) was observed. The air-stability of these compounds is remarkable regarding their donating alkyl substituents. This discovery allowed us to use 188 and 190 preferentially for preparing hybrid material by chemical vapor deposition of organometallic complexes as described in Department of Organic Chemistry, Kiev Polytechnic Institute, pr. Pobedy 37, 03056 Kiev, Ukraine Institute of Organic Chemistry and Institute of Inorganic Chemistry, Justus-Liebig University, Heinrich-Bu -Ring 58, 35392 Giessen, Germany § Institut de Chimie Moleculaire de l'Universite de Bourgogne (ICMUB), UMR CNRS 6302, Universite de Bourgogne, 9 avenue Alain Savary, 21078 cedex, Dijon, France Stanford Institute for Materials & Energy Science, Stanford University, 476 Lomita Mall, Stanford, California 94305, United States

  Presumably PCl 3 rapidly traps the 1-diamantyl cation, thus preventing isomerization (Figure The Journal of Organic Chemistry Note dx.doi.org/10.1021/jo500793m | J. Org. Chem. 2014, 79, 5369 5373 Diamantane ( ), triamantane ( ), [121]tetramantane ( ), and [1(2,3)4]pentamantane ( ), with numbering of carbon atoms and their apically as well as medially substituted derivatives.

  Note dx.doi.org/10.1021/jo500793m | J. Org. Chem. 2014, 79, 5369 5373 Phosphorylations of the apical [121]tetramantane ( ) and [1(2,3)4]pentamantane ( ) derivatives (yields are preparative) and the X-ray crystal structures of dichlorophosphonates and .

Scheme 5 . 1 .

 51 Scheme 5.1. (9-Hydroxydiamant-4-yl)phosphonic dichloride 182 and 9-phosphinodiamantan-4-ol 190.

Figure 5 . 1 .

 51 Figure 5.1. Optical and SEM images of of 182 self-assembly by vapor deposition.

Figure 5 . 2 .

 52 Figure 5.2. Typical self-assemblies of 182 as dispersed regular platelets.

Figure 5 . 3 .Figure 5

 535 Figure 5.3. CVD of [Pd(η 3 -allyl)Cp] on 182 self-assembly, 6 h run with various enhancements.

Figure 5 . 4 .Figure 5 . 4 ( a )Figure 5 . 4 ( b )

 5454a54b Figure 5.4. SEM picture (top) and EDX analysis (bottom) of "naked" self-assemblies of 182 (left) and Pd deposition over the self-assembly (right).

  self-assembly of 190 on Si wafer was successfully achieved under dynamic vacuum (3 Torr) for 2 min at 85 o C. Optical microscopy revealed a well-dispersed self-assembly with an apparent morphology of rods very different from 182.

Figure 5 . 5 .

 55 Figure 5.5. Optical microscopy of self-assembled rods of 190.

( d )

 d Representation of diamondoid phosphine 190 self-assembly.

Figure 5 . 6 .

 56 Figure 5.6. SEM analysis of 190 self-assembly and representation.

Figure 5 . 7 .Chapter 5 :( 9 . 4 .

 57594 Figure 5.7. EDX analysis of self-assembly of 190.

Figure 5 . 8 .

 58 CVD of [Pd(η 3 -allyl)Cp] on 190 self-assembly, 1 h run with various enhancements. Chapter 5: Pd CVD under mild conditions on functionalized diamondoid phosphines 115 SEM observation indicated two major changes in comparison with the non-metallized self-assembly.

Figure 5 . 9 .

 59 Figure 5.9. EDX analysis of Pd deposited on 190 self-assembly, 1 h run.

Figure 5 . 10 .

 510 Figure 5.10. CVD of [Pd(η 3 -allyl)Cp] on 190 self-assembly, 3 h run.

Figure 5 . 11 .

 511 CVD of [Pd(η 3 -allyl)Cp] Pd on 190 self-assembly, 5.5 h run.

Figure 5 . 12 .

 512 Figure 5.12. Histogram of 190 self-assembly, 5.5 h run.

3 3JFigure 5 . 13 . 15 .

 351315 Figure 5.13. CVD of [Pd(η 3 -allyl)Cp] Pd on 190 self-assembly, 7.5 h run -SEM x10000.

Figure 5 . 14 .

 514 Figure 5.14. Pd nodules growth at proximity of uncovered diamondoid areas.

Figure 5 . 15 .

 515 Figure 5.15. EDX analysis of 190 deposits on sample after 7.5 h Pd deposition.

Figure 5 . 16 .Chapter 5 :

 5165 Figure 5.16. Pd covering of columnar self-assembly of diamondoid 190 and mechanism proposed.

Figure 5 . 17 .

 517 Figure 5.17. Diagram of an X-ray photoelectron spectrometer.

a)

  Sample 1 (center) -self-assembly of 190 XPS analysis of 190 self-assembly is depicted in Figure 5.18 (see Figure 5.6 for SEM images). The C 1s peak of diamondoid was found at binding energies (BE) of 289.3 eV. The Si peaks, Si 2s at 152.1 eV and Si 2p at 100.0 eV could be observed even though the deposit was seemingly very covering on SEM images (Figure 5.6). This meant that the self-assembly did not fully cover the Si wafer in particular due to the space existing between the non-compact thin sheets network. The expected peaks of O 1s, C 1s, P 2s, and P 2p from 190 were present and are detailed at higher resolution in the following. BE CKLL = 1230.0 eV, BE OKLL = 981.6 eV, BE O1s = 536.8 eV, BE C1s = 289.3 eV, BE P2s = 195.1 eV, BE Si plasmon = 169.1 eV, BE Si2s = 152.1 eV, BE P2p = 138.0 eV, BE Si plasmon = 118.0 eV, BE Si2p = 100.0 eV.

Figure 5 . 18 .

 518 Figure 5.18. XPS survey of 190 self-assembly: Sample 1 (center).

Figure 5 .

 5 Figure 5.19 showed more precise BE for O 1s peak. With this scan enhancement for oxygen, two peaks of O 1s at 536.7 eV (left) and 533.2 eV (right) were observed. The O 1s at 533.2 eV belongs to SiO 2

  5 T. L. Barr. J. Vac. Sci. Technol A, 1991, 9, 1793-1805. Recent advances in x-ray photoelectron spectroscopy studies of oxides.

Figure 5 . 19 .

 519 Figure 5.19. XPS spectrum O 1s for 190 self-assembly: Sample 1 (center).

  For the carbon element (Figure 5.20), only a single peak C 1s at 289.3 eV was obtained and this peak corresponded to the carbon sp 3 of the diamondoid phosphine 190. This value is in the range of reported values: diamond sp 3 (pure from JEOL) is 290.45 eV, 6 adamantane is 290.0 eV, 7 sp 3 hybridized carbon (on Si support) is 285.2 eV, 8 diamantane-4-thiol (SAM on Au(111) support) is 284.0 eV.

  (a) C 1s BE for adamantanethiol, diamantane-1-thiol, diamantane-4-thiol on Au(111) supports were 284.2 eV, 284.0 eV, and 284.2 eV, respectively. T. M. Willey, J. D. Fabbri, J. R. I. Lee, P. R. Schreiner, A. A. Fokin, B. A. Tkachenko, N. A. Fokina, J. E. P. Dahl, R. M. K. Carlson, A. L. Vance, W. Yang, L. J. Terminello, T. van Buuren, N. A. Melosh. J. Am. Chem. Soc., 2008, 130, 10536-10544. Near-edge X-ray absorption fine structure spectroscopy of diamondoid thiol monolayers on gold. (b) C 1s BE for for adamantane-1-thiol on Au(111) support was 284.2 eV: A. A. Dameron, T. J. Mullen, R. W. Hengstebeck, H. M. Saavedra, P. S. Weiss. J. Phys. Chem. C, 2007, 111, 6747-6752. Origins of displacement in 1-adamantanethiolate self-assembled monolayers.

Figure 5 . 20 .

 520 Figure 5.20. XPS spectrum of C 1s for 190 self-assembly: Sample 1 (center).

Figure 5 . 21 .

 521 Figure 5.21. XPS spectrum of P 2p for 190 self-assembly: Sample 1 (center).

Figure 5 . 22 .

 522 Figure 5.22. Comparative XPS spectrum of P 2p for 196 self-assembly (center).

( a )

 a XPS spectrum O 1s for 190 self-assembly: Sample 1 (center). (or Figure 5.19) (b) XPS spectra of O 1s for 196 self-assembly (center).

Figure 5 . 23 .

 523 Figure 5.23. XPS spectrum of O 1s for self-assembly of 190 and 196 (center).

Chapter 5 :Figure 5 . 24 .

 5524 Figure 5.24. Optical image of Pd deposition on 190 self-assembly (Sample 2).

  BE CKLL = 1228.2 eV, BE Pd auger = 1158.1 eV, BE OKLL = 977.8 eV, BE O1s = 533.0 eV, BE Pd3d = 340.6 eV, BE Pd3d = 335.5 eV, BE C1s = 284.9 eV, BE P2s = 191.3 eV, BE Si2s = 151.3 eV, BE P2p = 133.2 eV, BE Si2p = 100.2 eV.

Figure 5 . 25 .

 525 Figure 5.25. XPS survey of Pd deposition on 190 self-assembly: Sample 2 (edge).

Figure 5 .

 5 Figure 5.26 shows the single O 1s peak of SiO 2 at 533.2 eV. This peak of SiO 2 confirmed the attribution in Sample 1 (Figure 5.19).

Figure 5 . 26 .

 526 Figure 5.26. XPS spectrum O 1s for Pd deposition on 190 self-assembly: Sample 2 (edge).

Figure 5 . 27 .

 527 Figure 5.27. XPS spectrum C 1s for Pd deposition on 190 self-assembly: Sample 2 (edge).

Figure 5 . 28 .

 528 Figure 5.28. XPS spectrum P 2p for Pd deposition on 190 self-assembly: Sample 2 (edge).

Figure 5 . 29 .Figure 5 .

 5295 Figure 5.29. XPS spectrum Pd 3d for Pd deposition on 190 self-assembly: Sample 2 (edge).

Figure 5 . 30 .

 530 Figure 5.30. XPS survey of Pd deposition on 190 self-assembly: Sample 2 (center).

Figure 5 . 31 .

 531 Figure 5.31. XPS spectrum O 1s for Pd deposition on 190 self-assembly: Sample 2 (center).

Figure 5 . 33 .

 533 Figure 5.33. XPS spectrum Pd 3d for Pd deposition on 190 self-assembly: Sample 2 (center).

Figure 5 . 34 .Figure 5 .

 5345 Figure 5.34. XPS spectrum P 2p for Pd deposition on 190 self-assembly: Sample 2 (center).

Figure 5 . 35 .

 535 Figure 5.35. XPS survey of Pd deposition on 190 self-assembly: Sample 3 (center).

( b )

 b XPS spectrum C 1s for Pd deposition on 190 self-assembly: Sample 3 (center).

Figure 5 . 36 .

 536 Figure 5.36. XPS spectra O 1s and C 1s for Pd deposition on 190 self-assembly: Sample 3 (center).

( a )

 a XPS spectrum Pd 3d for Pd deposition on 190 self-assembly: Sample 3 (center). (b) XPS spectrum Pd 3d for Pd deposition on 190 self-assembly: Sample 2 (center) (or Figure 5.33).

Figure 5 . 37 .

 537 Figure 5.37. XPS spectra Pd 3d for Pd deposition on 190 self-assembly: Sample 3 vs Sample 2.

( b )

 b XPS spectrum P 2p for Pd deposition on 190 self-assembly: Sample 2 (center) (or Figure 5.34).

Figure 5 . 38 .

 538 Figure 5.38. XPS spectra P 2p for Pd deposition on 190 self-assembly: Sample 2 vs 3 (center).

Chapter 5 :Figure 5 . 39 .

 5539 Figure 5.39. XPS for O 1s, C 1s, Pd 3d and P 2p: first row is Sample 1 for self-assembly hydroxyphosphine 190; second row is after CVD (Sample 2) at the center of deposit; third row is Sample 2 at the edge of the deposit; fourth row is Sample 3 at the center of deposit.

Figure 5 .

 5 Figure 5.40 illustrates the SAED measurement. No diffraction circle or spot was visible, indicating thatboth hydroxyphosphine and hybrid material were not diffracting and as such were non-crystalline edifices. This SAED measurement without any diffraction signature illustrates also that the contrast in the TEM and STEM images are mainly due to differences of thickness in the sample observed.

Figure 5 .

 5 Figure 5.41(a) shows the diamondoid on the grid. Images show the rectangular self-assembly deposit, with multiple grey colors due to the porosity on the deposit. The obtained images showed also that the deposit resisted under TEM conditions (10 -6 mbar and 200 keV energy electron beam) which are much harsher conditions than SEM. The size of the self-assembly pillars on amorphous carbon membrane was found slightly smaller than deposits on Si substrate, sizing around 0.850 µm versus 1.4 µm for Si wafer.

Figure 5 .

 5 41(b) shows the same deposit after 48 h in the electronic microscope under reduced pressure 10 -6 mbar. Only a minor part of the deposit sublimated, the self-assembly being still present on the substrate without major changes of size and structure. This observation further evidenced the excellent robustness of the self-assembly. (a) SAED images of diamondoid 190 self-assembly. (b) SAED images of Pd@PH 2 -Diam-OH.

Figure 5 . 40 .

 540 Figure 5.40. SAED images of 190 self-assembly and Pd@PH 2 -Diam-OH.

Figure 5 . 41 .

 541 Figure 5.41. Optical images (left), TEM-bright field (middle), and STEM-dark field (right) of 190 deposited on amorphous carbon film: (a) diamondoid 190 self-assembly (85 o C, 2 min); (b) diamondoid 190 self-assembly after 48 h inside TEM apparatus; (c) Pd@PH 2 -Diam-OH (Pd CVD at 35 o C, 1.5 h).

Figure 5 . 42 . 5 :Figure 5 .Chapter 5 :Figure 5 . 44 .Figure 5 . 45 .

 542555544545 Figure 5.42. EDX-TEM analysis 190 self-assembly with ratio (O : P) = (48.34 : 51.66) in atomic %.

  1 N. A. Fokina, B. A. Tkachenko, A. Merz, M. Serafin, J. E. P. Dahl, R. M. K. Carlson, A. A. Fokin, P. R. Schreiner. Eur. J. Org. Chem., 2007, 4738-4745. Hydroxy Derivatives of Diamantane, Triamantane, and [121]Tetramantane: Selective Preparation of Bis-Apical Derivatives 2 H. Schwertfeger, C. Würtele, H. Hausmann, J. E. P. Dahl, R. M. K. Carlson, A. A. Fokin, P. R. Schreiner. Adv. Synth. Catal., 2009, 351, 1041-1054. Selective Preparation of Diamondoid Fluorides.

Figure 6 . 1 .

 61 Figure 6.1. General method for the measurements of liquid vapor pressure.

Figure 6 . 2 .

 62 Figure 6.2. Experimental setup for measurement of functionalized diamandoids vapor pressures.

Figure 6

 6 

Figure 6 . 3 .

 63 Figure 6.3. Monitoring of naphtalene vapor pressure at various temperatures.

Figure 6 . 4 .

 64 Figure 6.4. Saturated vapor pressure of naphtalene as a function of temperature.

Figure 6 . 5 .

 65 Figure 6.5. Saturated vapor pressure of naphtalene from literature data.

curve in Figure 6 . 6

 66 was obtained by plotting [P ref / P exp ratio] as a function of the temperature [T] (K).

Figure 6 . 6 .

 66 Figure 6.6. Naphtalene vapor pressure calibration curve.

Figure 6 . 7 .

 67 Figure 6.7. Vapor pressure measurement for adamantane.

Figure 6 . 8 .Figure 6 . 8 .

 6868 Figure 6.8. Clausius-Clapeyron plot for adamantane.

Figure 6 . 9 .Figure 6 . 10 .

 69610 Figure 6.9. Clausius-Clapeyron plot for diamantane.

Figure 6 . 11 .Figure 6 . 12 .

 611612 Figure 6.11. Clausius-Clapeyron plot for 1-hydroxydiamantane.

Figure 6 . 13 .Figure 6 . 14 .

 613614 Figure 6.13. Clausius-Clapeyron plot for 4-hydroxydiamantane.

Figure 6 . 15 .

 615 Figure 6.15. Clausius-Clapeyron plot for 4-fluorodiamantane.

Figure 6 . 16 .

 616 Figure 6.16. Reactor for vapor deposition of diamondoids under controlled atmosphere.

Figure 6 . 17 .

 617 Figure 6.17. Experimental set-up for OMCVD

  -mL round bottom flask, 3 mL of H 2 SO 4 94.5% was cooled with a salt-ice bath until -13 o C. 1-Adamantylphosphonic dichloride (1.658 g, 6.5 mmol) was added and stirred until it completely dissolved. Then HNO 3 100% (3 mL, 72.0 mmol, 11 eq.) was slowly added. The colorless solution turned into white cloudy and viscous. It was stirred for 1 h at -13 o C and for 22 h and 20 min at r.t. When the solution reached r.t., it turned colorless.

1 H 31 P 13 C

 13113 NMR (400 MHz, 300 K, CDCl 3 ): δ=2.50-2.36 (m, 2H; CH; H-5,7), 2.04-1.94 (m, 6H; CH 2 ; H-2,4,10), 1.78-1.69 (m, 5H; CH 2 , OH; H-3,8,9), 1.69-1.57 (m, 2H; CH 2 ; H-6) ppm. NMR (162 MHz, 300 K, CDCl 3 , H 3 PO 4 external standard): δ=62.21 ppm. NMR (101 MHz, 300 K, CDCl 3 ): δ=68.09 (d, 3 J(C,P)=19.4 Hz, 1C; C q ; C-3), 51.04 (d, 1 J(C,P)= 91.3 Hz, 1C;

1 H 31 P

 131 NMR (400 MHz, 300 K, CDCl 3 ) δ=2.49-2.37 (m, 2H; CH; H-5,7), 2.09-1.91 (m, 6H; CH 2 ; H-2,4,10), 1.82-1.70 (m, 5H; CH 2 , OH; H-3,8,9), 1.70-1.56 (m, 2H; CH 2 ; H-6) ppm. NMR (162 MHz, 300 K, CDCl 3 , H 3 PO 4 external standard): δ=47.58 ppm.

13

 13 

f) 4 -

 4 Diamantylphosphonic dichloride (22) and 1-diamantylphosphonic dichloride(181) 

  Concentrated sulphuric acid 96% (a. 5 mL; b. 7.5 mL; c. 5 mL) was placed in a round bottom flask and was cooled to temperatures ranging between 0 to -15 o C, depending on the conditions a, b, or c (see Scheme above) with an ice-salt bath. 4,9-Dihydroxydiamantane (a. 0.551 g, 2.5 mmol; b. 1.102 g, 5 mmol; c.

( 3 -

 3 Hydroxyadamant-1-yl)phosphonic dichloride (0.054 g, 0.2 mmol) was placed in a 5-mL-flask under argon. 1 mL of dry THF was added. The solution was cooled to -78 o C and LiAlH 4 solution (1 mL, 1 M in THF, 1 mmol, 5 eq.) was slowly added at -78 o C. The colourless solution was stirred for 4 h at -78 o C and for 1 h at r.t..

9 -

 9 Diamantyl)diphosphonic dichloride (0.042 g, 0.1 mmol) was placed into a 5-mL-flask under argon. The LiAlH 4 solution (1 mL, 1 M in THF, 1.0 mmol, 10 eq.) was slowly added at -78 o C. The colourless solution was stirred for 4 h at -78 o C and for 1 h at r.t. Chapter 6: Experimental part 180 Workup:

1 -

 1 Adamantylphophonic dichloride (1.012 g, 4.0 mmol) and 15 mL of freshly distilled dry THF were placed under argon in a 50 mL-flask equipped with a reflux system. It was cooled to -78 o C and phenyllithium (4.5 mL, 1.8 M in dibutyl ether, 8.0 mmol, 2 eq.) was slowly added with a syringe and stirred for 0.5 h at the same temperature, for 40 min at r.t., and for 24 h at 60 °C.

Chapter 6 :( 3 - 8 M

 638 Experimental part 183 n) (3-Hydroxyadamant-1-yl)diphenylphosphine oxide (192) Hydroxyadamant-1-yl)phosphonic dichloride (0.269 g, 1.0 mmol) and 9 mL of freshly distilled dry THF were placed under argon in a 2-neck-25 mL-flask. It was cooled to -78 o C and phenyllithium (1.7 mL, 1.in dibutyl ether, 3.0 mmol, 3 eq.) was slowly added with a syringe. The mixture was stirred for 1 h at the same temperature, and for 18 h at r.t. The clear yellow solution turned into dark brown solution after several minutes. At the end of reaction, the reaction mixture has turned brown clowdy.

o) 4 - 4 -

 44 Diamantyldiphenylphosphine oxide (193) Diamantylphophonic dichloride (0.122 g, 0.4 mmol) and 1.5 mL of freshly distilled dry THF were placed under argon in a 5 mL-flask. It was cooled to -78 o C and phenyllithium (0.5 mL, 1.8 M in dibutyl ether, 0.9 mmol, 2.25 eq.) was slowly added with a syringe. The mixture was stirred for 4 h at the same temperature, and for 42 h at r.t.

Chapter 6 :( 9 -

 69 Experimental part 185 p) (9-Hydroxydiamant-4-yl)diphenylphosphine oxide (194) Hydroxydiamant-4-yl)phosphonic dichloride (0.161 g, 0.5 mmol) and 4.5 mL of freshly distilled dry THF were placed under argon in a 2-neck-50 mL-flask. It was cooled to -78 o C and phenyllithium (0.84 mL, 1.8M in dibutyl ether, 1.5 mmol, 3 eq.) was slowly added with a syringe. The mixture was stirred for 1 h at the same temperature, and for 18.5 h at r.t. The clear brown solution turned into reddish brown slurry when it reached r.t. At the end of reaction, the reaction mixture had turned ivory slurry.

  -4-ol (0.050 g, 0.21 mmol) and dry toluene (2 mL) were placed under argon in a 5-mL-flask equipped with a reflux system. Benzylbromide (0.06 mL, 0.5 mmol, 2.4 eq.) was slowly added at r.t. The resulting colourless solution was heated at 100 o C for 16 h. A white precipitate appeared.

In 2 -

 2 neck-100-mL-flask containing 20 mL of dry THF and lithium metal (0.240 g), distilled chlorodiphenylphosphine (0.9 mL, 5.0 mmol) was added under argon at r.t. for 19 h. The reaction mixture turned clear orange solution lithiumdiphenylphosphanide (Li-PPh 2 ) which is air sensitive. The remaining Li (0.170 g) was removed with a forcep. Two equivalents (0.070 g, 2.0 mmol) of Li were consumed during the reaction.

  Hydroxydamantan-1-yl)phosphine oxide(187) 

9 -

 9 (9-hydroxydiamantan-4-yl)phosphonium bromide(195) triBn-(9-OH-dia-4)P + Br -1 H Hydroxydiamant-4-yl)phosphine oxide(196) 

1 -

 1 Adamantyldiphenylphosphine selenide(197) 

Final

  h ≤ 28, -21 ≤ k ≤ 21, -19 ≤ l ≤ 19 Reflections collected 53928 Independent reflections 6298 [R int = 0.0805, R sigma = 0.0435] R indexes [I>=2σ (I)] R 1 = 0.0672, wR 2 = 0.1989 Final R indexes [all data] R 1 = 0.0894, wR 2 = 0.2193 Largest diff. peak/hole / e Å -3 0.81/-0.58 d) (9-Chlorodiamant-4-yl)phosphonic dichloride (184) h ≤ 9, -11 ≤ k ≤ 11, -16 ≤ l ≤ 15 Reflections collected 8997 Independent reflections 3780 [R int = 0.0421, R sigma = 0.0755] Data/restraints/parameters 3780/1/172 Goodness-of-fit on F 2 0.986 Final R indexes [I>=2σ (I)] R 1 = 0.0412, wR 2 = 0.0699 Final R indexes [all data] R 1 = 0.0680, wR 2 = 0.0781 Largest diff. peak/hole / e Å h ≤ 11, -10 ≤ k ≤ 15, -21 ≤ l ≤ 19 Reflections collected 9232 Independent reflections 3931 [R int = 0.0224, R sigma = 0.0289] Data/restraints/parameters 3931/0/217 Goodness-of-fit on F 2 1.100 Final R indexes [I>=2σ (I)] R 1 = 0.0409, wR 2 = 0.0947 Final R indexes [all data] R 1 = 0.0498, wR 2 = 0.1010 Largest diff. peak/hole / e Å -3 0.52/-0.33 j) Tribenzyl(9-hydroxydiamant-4-yl)phosphonium salt (195) h ≤ 13, -18 ≤ k ≤ 18, -25 ≤ l ≤ 25 Reflections collected 58402 Independent reflections 6492 [R int = 0.0598, R sigma = 0.0326] Data/restraints/parameters 6492/0/344 Goodness-of-fit on F 2 1.016 Final R indexes [I>=2σ (I)] R 1 = 0.0338, wR 2 = 0.0755 Final R indexes [all data] R 1 = 0.0534, wR 2 = 0.0840 Largest diff. peak/hole / e Å -

  1 Q.-H. Wu, M. Gunia, T. Strunskus, G. Witte, M. Muhler, C. Wöll. Chem. Vap. Deposition, 2005, 11, 355-361. Deposition of palladium from a cyclopentadienyl-allyl-palladium precursor on Si-based substrates with various pretreatments: the role of surface Si-OH and Si-H species studied by X-ray photoelectron spectroscopy.

  primary phosphines (186, 188, 190) (Scheme 4.13) based on adamantane and diamantane frameworks.BrØnsted acids have a great potential for phosphorylations of diamondoids allowing dissymmetrization of symmetric substrate like 49 (Scheme 4.11). Facile unequal difunctionalization of these diamondoids was possible avoiding tedious sequences of protection/deprotection for hydroxylated and chlorinated diamondoid phosphines (186, 188, 190). In the course of our investigations we also synthesized various tertiary phosphines (199, Scheme 4.17) with their pentavalent oxides(191, 192, 193, 194), sulfides (198), selenides (197) and phosphonium salt (195), as well as other difunctionalized derivatives for which synthetic protocols and characterization are reported (Scheme 4.14, 4.15, 4.16, and 4.17). Unexpected air-stability of some primary diamondoid phosphines (188, 190, Scheme 4.13) were observed. The airstability of these compounds is remarkable regarding their donating alkyl substituents. This discovery allowed us to use those 188, 190 preferentially for preparing hybrid material by chemical vapor deposition of organometallic complexes as described in the Chapter 5.

2 C

 2 . Liang, W. Xia, H. Soltani-Ahmadi, O. Schlüter, R. A. Fischer, M. Muhler. Chem. Commun., 2005, 282-284. The two-step chemical vapor deposition of Pd(allyl)Cp as an atom-efficient route to synthesize highly dispersed palladium nanoparticles on carbon nanofibers. 3 C. P. Mehnert, D. W. Weaver, J. Y. Ying. J. Am. Chem. Soc., 1998, 120, 12289-12296. Heterogeneous heck catalysis with palladium-grafted molecular sieves. 4 X. Mu, U. Bartmann, M. Guraya, G. W. Busser, U. Weckenmann, R. Fischer, M. Muhler. Applied Catal. A: General, 2003, 248, 85-95. The preparation of Pd/SiO 2 catalysts by chemical vapor deposition in fluidized-bed reactor.

  5 R. A. Fischer, U. Weckenmann, C. Winter, J. Käshammer, V. Scheumann, S. Mittler. J. Phys. IV France, 2001, 11, Pr3/1183-Pr3/1190. Area selective OMCVD of gold and palladium on self-assembled organic monolayers: control of nucleation sites. Conclusions and perspectives 286 expected, and using PH 2 -diamantane-SH could open the access to build self-assembly monolayers (SAMs).

  

  

  

  

  

  

  

  

  

  

  

  

  

  

  

  Primary diamondoid structures superimposable on the diamond lattice and built on nfused adamantane units (general formula [C 4n+6 H 4n+12 ]

									6,7,8,9
								2 C 3 a pi ca l	
			H C			6 C 3 me di a l	6 C 2 secon d ar y
	H 2 C			CH 2				
	H 2 C	HC H 2 C C H	C H 2	C H 2	CH	a d aman t ane ( C 10 H 16)	di aman t ane ( C 14 H 20)	t r i aman t ane ( C 18 H 24)	-t e t raman t ane ( an ti ) ( C 22 H 28)
	Figure 1.1.							

  Synthetic pathways to diamantyl halides 11-29 and 33.

								OH
			( 13 ) 99%	17%			( 24 )	81%	( 25 )	91%
		Cl 8 e q . PB r 5 Et 2 O 45 °C, 2 h	OH	O	2 e q . C r O 2 Cl 2 CCl 4 , 20 °C, 8 h	29%	4 . 3 e q . AgF CyH , 80 °C, 2 h	4 . 3 e q . AgF CyH , 80 °C, 2 h
	( 33 )	SOCl 2 CHCl 3 60 °C 4h	( 32 )	LiAlH 4	( 31 )	( a ) B r 2 , 25 °C, 2 h ( b ) AlB r 3 , t -B u B r ( c ) CB r 4 , N a OH , PTC
	49%		73%		65%	2 . 2 e q . CHI 3 55 e q . N a OH PTC , CH 2 Cl 2 20 ° C , 48 h		18 . 3 e q . B r 2 59 °C, 16 h	B r 2 , 60	°C
							6 . 8 e q . AgF	( 15 ) +	6 . 8 e q
							CyH	AgF
						85%	80 ° C , 2 h	nr y .	ra ti o ( 15 ) : ( 16 ) = 8 : 1 nr y .	CyH 80 °C 2 h	94%
								nr y .	4 . 6 e q . AgF
								ra ti o ( 14 ) : ( 15 )	= 6 : 1	CyH 80 °C
							18 . 3 e q . B r 2 , 0 . 02 e q . AlB r 3 , 60 °C, 2 h	44%	3 h	86%
							( 10 )	18 . 3 e q . B r 2 , 0 . 7 e q . AlB r 3 60 °C, 1 h	41%	8 . 4 e q . AgF CyH °C 80 6 h	96%
	Scheme 1.2.				

  2-Hydroxyadamantane functionalized at the secondary-C can be 66 P. R. Schreiner, N. A. Fokina, B. A. Tkachenko, H. Hausmann, M. Serafin, J. E. P. Dahl, S. Liu, R. M. K. Carlson, A. A. Fokin. J. Org.

	Chem., 2006, 71, 6709-6720. Functionalized Nanodiamonds: Triamantane and [121]Tetramantane.
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N. A. Fokina, B. A. Tkachenko, A. Merz, M. Serafin, J. E. P. Dahl, R. M. K. Carlson, A. A. Fokin, P. R. Schreiner. Eur. J. Org. Chem.,
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										ONO 2	ONO 2
		OT s				CH 3		+	ONO 2	+
							OH	
	( 52 )	95%				( 51 )	93%		HNO 3 , 20 40 m i n	°C	( 44 )	( 45 ) ( e ) H 2 SO 4 , 4 m i n ( 46 ) ( f ) H 2 SO 4 , 90 m i n	ONO 2
	2 . 5 e q . T s Cl , py r idi ne 20 °C, 72 h	2 . 5 e q . CH 3 MgI Et 2 O , 35 °C, 48 h		( e ) 24% ( f ) 7%	44% 8%	22% 78%
		OH					O			OH	OH
			LiAlH 4		98% H 2 SO 4 80 °C		+	OH	+
								48 h	
	( 32 ) 73%	+	( 22 )	( 31 ) 65% 17% ( 23 ) +	6%	C r O 2 Cl 2 CCl 4	( 10 ) HNO 3 , 20 16 h ONO 2 °C	( a ) 8% ( b ) 13% ( 48 ) ( c ) 4% ( d ) 5% ( a ) Pb ( OA c )4 , TFA , CH 2 Cl 2 76% ( 30 ) 82% 23% 52% , th en H 2 O ( 49 ) 6% OH 11%
	( 30 )	29%								( b ) 100% HNO 3 , CH 2 Cl 2 , 0 °C: 20 m i n , 20 °C: 40 m i n , th en H 2 O , 100 °C: 1 . 5 h
									( 47 )	47%	( d ) DMDO , ace t one , 20 °C, 24 h ( c ) m -CPBA , CH 2 Cl 2 , 40 °C, 2 h

  Similar synthetic routes can be applied to give various biologically pertinent

	aminotriamantanes. 86							
	( 10 )	97% H 2 SO 4 12 . 5 e q . HCOOH CCl 4 , t -B u OH 17 -19 °C, 30 m i n	COOH ( 69 ) 25%	1 e q . 1 e q ( PhO )2 P ( O ) N 3 . Et 3 N t -B u OH , 12 h			N H	O ( 70 ) Ot	-B u	1 . M e OH , HCl 2 . 10% N a OH	NH 2 ( 71 ) 76%	( 10 ) ( b )
	B r	200 e q . HCOOH 97% H 2 SO 4	COOH 1 e q .	( PhO )2 P ( O ) N 3	HN	O	Ot	-B u	1 . M e OH , HCl	NH 2	NO 2 BF 4 th en H 2 O
	( 12 )	-5 °C, 15 m i n 10 -20 °C, 2 h	( 72 ) 52%	t	1 e q . Et 3 N -B u OH , 12 h		( 73 )	2 . 10% N a OH	( 74 ) 76%	2% 23% ( 75 a ) + ( 75b ) ( b ) 77% ( a ) 98%
		B r	H 2 SO 4 conc . 20 e q . CH 3 CN 10 °C, 16 h	N H	O	10 e q . N a OH DEG , 245 °C, 5 h th en H 2 O/HCl		NH 3 + Cl -
	( 11 )			( 75 a ) 78%					( 76 ) 71%
		OH				NHR				( 10 )
	( 32 )			( 77 ) 79%							6 . CPBA m -5 e q .	NO 2	1 e q . NO 2 BF 4 8 e q 4 7 d a y s -20 °C . C ( NO 2)4
												DCE , 85 3 h	°C	( 80 ) 74%	( 78 ) + ( 80 ) 62% 5%
	OH										
	OH										
	( 49 )										

49 )

  

						B r					F			
								2 . 7 e q . AgF					
				( 94 ) 97%				d r y CyH 80 °C, 2 h			( 95 ) 86%	
					O	CF 3			O	CF 3		
				20 e q . SOB r 2 1 . 2 e q . py r idi ne	0 °C, 30 m i n the n 20 °C, 1 . 5 h						
				CH 2 Cl 2									
	OH		150 e q . CF 3 CH 2 OH 0 . 2 e q . CF 3 SO 3 H 40 °C, 4 h		OH		7 e q . CH 3 COCl 7 e q . py r idi ne	O	O	2 e q . BB r 3		O	O	1 . 8 e q . AgF	O	O	30 e q . N a OH	OH
	OH			the n Et 3 N	O ( 93 ) 56% CF 3	CH 2 Cl 2 20 °C, 3 . 5 h	CH 2 Cl 2 -5 °C 50 m i n CF 3 ( 96 ) 94% O	B r ( 97 ) 63%	CyH 80 °C, 2 h	F ( 98 ) 88%	CH 2 Cl 2 : M e OH ( 8 : 2 ) 20 °C, 16 h	F ( 99 ) 92%
				16 e q . ClCH 2 CN , H 2 SO 4 , CH 3 COOH the n hyd ro ly s i s	0 °C, 30 m i n the n 20 °C, 17h						
						O				O				O
		NH 2	1 . 4 e q . TU EtOH/CH 3 COOH ( 4 : 1 ) 17 h , 78 °C the n N a OH	HN	CH 2 Cl	2 . 3 e q . BB r 3	HN		CH 2 Cl 2 . 3 e q . AgF		HN	CH 2 Cl 1 . 5 e q . TU	NH 2
	( 101 ) 93%	O	CF 3	O	CF 3	CH 2 Cl 2 20 °C 0 . 5 h		B r		d r y CyH 80 °C, 2 h		F	EtOH , CH 3 COOH ( 5 : 3 ) re fl ux , 5 h	F
				( 100 ) 45%		( 102 ) 97%			( 103 ) 90%	( 104 ) 72%
				76 e q . CF 3 COOH 72 °C, 4 h									
						O								
					HN		CH 2 Cl			NH 2			NO 2	NO 2	NO 2
				4 . 1 e q . BB r 3								3 . 8 e q . m -CPBA			25 e q . SOB r 2 1 . 5 e q . py r idi ne	2 . 1 e q . AgF
				CH 2 Cl 2 20 °C , 1 . 5 h	O	CF 3		OH ( 106 ) 86%	OH ( 107 ) 89% 85 °C, 3h DCE	CH 2 Cl 2 0 °C, 30 m i n the n 20 °C, 1 . 5h	B r ( 108 ) 83% 80 °C, 1 d r y CyH . 5 h ( 109 ) 86% F
					O ( 105 ) 97%								Z n /HCl 40 °C, 2 h
							( b ) 20 e q . SOB r 2 1 . 06 e q . Et 3 N CH 2 Cl 2 20 °C, 45 m i n	NH 2 B r ( 110 ) 58%		( c ) Ol eum , HCOOH 20 °C, 1h the n 36 e q . SOCl 2 , the n M e OH , 76 °C, 30 m i n	NH 2 COOM e ( 111 ) 38%	HCl conc . re fl ux , 3h	NH 3 + Cl -COOH ( 112 ) 91%
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	charge of the ''Catalytic tests under pressure laboratory'' in the	Organic Chemistry. Currently he is a research associate in the
	Institute of Molecular Chemistry. He joined with enthusiasm	group of P. R. Schreiner and a member of the diamondoid
	the French-German cooperation team built in 2011 around	research team.
	''nanodiamonds for chemical vapour deposition''.	

with thiourea in the presence of hydro- bromic and acetic acid is a one-step route to prepare the respective tertiary thiols and dithiols. 42 This procedure was used for the preparation of diamondoid thiols of adamantane and diamantane in satisfactory yields (Scheme 10): 1-29

  Scheme 7 Phosphorus-substituted adamantanes and diamantanes 1-8-1-16 and 2-28, 2-29. Scheme 8 Diene and olefinic adamantane and diamantane 1-19, 1-23, 2-32, 2-36 and 2-37.

	(57%), 2-40 (82%), 2-41 (76%) and 2-42 (69%). The thiolation
	conditions can be extended to higher diamondoids such as
	triamantane, tetramantanes and pentamantanes. Interestingly,
	reactions with 1-bromoadamantane (1-1) involving hydrogen
	sulfide, organolithium reagents with elemental sulfur,
	potassium thioacetate and ethyl xanthogenate, sodium dimethyl-
	dithiocarbamate, hydrosulfide, or thiosulfate resulted at best
	in unsatisfactory yields of the expected adamantane-1-thiol
	(1-29); 42 conversely, the reaction with thiourea gave satisfactory
	yield. 73

This journal is © The Royal Society of Chemistry and the Centre National de la Recherche Scientifique 2014 monolayers (SAMs) that have applications in molecular electronics. Fokin and Schreiner et al. have shown that treatment of tertiary mono-and dihydroxy hydrocarbon derivatives (diamondoid alcohols)

Table 2 . 1 .

 21 Enthalpy of sublimation of adamantane and diamantane derivatives.

	Year	ΔH sub (kJ mol -1 )	Method	Author
	Adamantane 1:		
	1967 58.6±0.6 /59.6/62.3 Dibutyl phthalate manometer	Cupas
	1968 54.3		Florian
	1970 59.3±0.16	Calorimetric determination	Westrum Jr.
	1970 59.5		Blanchard
	1971 59.3±0.2 / 60.5±1.3 Bourdon gauge	McNally
	1971 53.6 / 54.8	Isoteniscope	Dows
	1975 59.5		Slutsky
	1975 59.7±0.8	TSGC	McKervey
	1982 58.45	Calorimetric determination	Somsen
	1987 55.3 / 59.7	Antoine & Clausius Clapeyron equations	Malanowski
	1993 58.6		Liebman
	1998 52.6	Combined correlation gas chromatography -differential scanning calorimetry (CGC-DSC)	Webb
	2000 59.1		Zabransky
	2000 58.3		Sevruk
	Diamantane 10:		
	1971 117.2±8 / 129.33	Calculation	McKervey, et al.
	1974 74.9	First-order calculation of the molecular-rotation potential	Fyfe, et al.
	1975 95.96±0.80	TSGC	McKervey, et al.
	1979 95.94±0.80	Bomb calorimetric	McKervey, et al.
	2013 82.8 or 73.5	DFT calculations from molecular surface properties	Keshavarz, et al.
	Adamantan-1-ol 6:		
	1978 86.6±2.5	BG (Bourdon gauge)	Steele
	Diamantan-1-ol 30:		
	1975 118.0±0.6	Gas-saturation technique	McKervey, et al.
	Diamantan-4-ol 48:		
	1975 117.8±0.2	Gas-saturation technique	McKervey, et al.

Table 2 . 2 .

 22 Enthalpy of diamondoids measured by mass-loss method.

	No.	Diamondoids	ΔH exp (kJ mol -1 )	ΔH ref (kJ mol -1 )	m.p. ( o C)
	1	Adamantane	56.4	54.3-62.3	209-212
	6	1-Hydroxyadamantane	19.8	86.6±2.5	247
	10	Diamantane	27.7	95.94±0.8	250
	30	1-Hydroxydiamantane	0.2	118.0±0.6	293
	49	4,9-Dihydroxydiamantane	10.5	n. a.	299

Table 2 . 4 .

 24 Vapor pressure of organometallic precursors.

	Entry	Compound	ΔH (kJ mol -1 )
	Precursor 1	[Pd(allyl)Cp]	81
	Precursor 2	[Pt(allyl)(hfacac)]	61

Table 2 . 6 .

 26 Parameters of PVD.

	Diamondoids	Substrate	Pressure Conditions	SEM observation
	Adamantane 1	Si	1.5x10 -6 mbar	-
	1-Hydroxyadamantane 6	Si	3.6x10 -6 mbar	-
	Diamantane 10	Si	(5-8)x10 -6 mbar	-
	1-Hydroxydiamantane 30	Si	1.4x10 -6 mbar	Thickness 10-20 nm
	4,9-Dihydroxydiamantane 49	Si	1.1x10 -6 mbar	-
	From five diamondoids (			

Table 2 .

 2 6), 1-hydroxydiamantane 30 has been the only one giving satisfactory results in deposition. This was due to its adequate volatility (not too high for controlling deposition, not too low for getting a deposit within deposition time). Deposition on a silicon surface, treated following

RCA protocol (see experimental part) to remove carbon contamination, was achieved from 20 mg of 30 heated at 80 °C for 3 h under a low pressure of 1.4x10 -6 mbar. Deposit was visible with naked eye as a white film. SEM images of the resulting deposits are provided in Fig.

2

.26. Figure 2.26. SEM images of 1-hydroxydiamantane 30 deposited by PVD.

Table 1

 1 Thermodynamic data for sublimation of 1-5 a

		Clausius-Clapeyron equations	ΔH 0 (kJ mol -1 )	r 2
	1	ln P = -7212.4/T + 26.869	60.0 ± 5	0.9991
	2	ln P = -11 073/T + 37.172	92.1 ± 5	0.9992
	3	ln P = -12 282/T + 39.589	102.1 ± 5	0.9960
	4	ln P = -13 087/T + 42.196	108.8 ± 5	0.9983
	5	ln P = -11 597/T + 38.335	96.4 ± 5	0.9965

a Pressure in Pa, T in K (see ESI for measurement full details).

  steps from 126 through reaction with (p-CH 3 OC 6 H 4 PS 2 ) 2 (a.k.a. Lawesson's reagent), sulfide reduction with PPh 3 followed by reduction with LiAlH 4 .4 This synthetic pathway can be shortened to a single step

			OH					B r						
		( 6 )						( 2 )							
	PCl 3 H 2 SO 4 45 -50 o C	1 . 5 e q . AlB r 3 23 e q . PCl 3 76 o C , 5 h											
	82%		94%											
			O												
			P	Cl												MgB r
		( 126 )	Cl		( 1 )										( 60 )
					PCl 3 AlB r 3 ∆	93%	PCl 2 Ph H 2 SO 4							
	( 127 ) ( 128 )	1 . 25 e q . LiAlH 4 THF 0 o C , 2 h the n r . t ., 20 h 84%	O	Cl ( 116 ) P					1 e q . PhPCl 2 Et 2 O r . t ., 16 h 100%	244 e q . PCl 3 Et 2 O -45 o C , 0 . r . t ., 0 . 37 o C , 22 h 5 h , 5 h ,	0 . 4 e q . t -B u PCl 2 0 . 05 e q . C u I 0 . 1 e q . LiB r	35	Et 2 O o C , 20 h 30%	0 . 5 e q . t -B u 2 PCl 0 . 05 e q . C u I 0 . 1 e q . LiB r Et 2 O 20 o C , 17 h 86%
		( 129 )	PH 2		P H	P O	Cl	P	Cl	P	Cl	P Cl	y na	1 e q 1 e q . C u B r PhMgB r .	P	P	P
						( 117 )	( 161 ) PCl 2 Ph 89% H 2 SO 4	( 159 )	( 160 )			( 118 )		60	THF o C , 14 h 65%	( 120 ) P R	( 124 )	O	( 125 )
					( 118 )										P
							OH								cata CXi um® ( 123 )	( 126 )
							( 6 )									H 2 O 2 KOB u t
																AgOTf	HPPh 2	H
																( 2 )	OTf	PPh 2	OTf
	1 H. Stetter, W. -D. Last. Chem. Ber., 1969, 102, 3364-3366. Über Adamantan-phosphonsäure-(1)-dichlorid. 2 1-Adamantylphosphonic dibromide from reflux 1-bromoadamantane with 21 eq. of PBr 3 and 1.5 eq. of AlBr 3 for 3 h, 24% yield:
	H. Duddeck, M. H. A. Elgamal, A. G. Hanna. Phosphorus and Sulfur, 1986, 28, 307-314. Synthesis and Mass Spectra of
	Adamantylphosphoryl Derivatives.									

3 I. K. Moiseev, N. V. Makarova, M. N. Zemtsova. Russian Chem. Rev., 1999, 68, 1001-1020. Reactions of adamantanes in electrophilic media. 4 M. Gouygou, G. Etemad-Moghadam, M. Koenig. Synthesis, 1987, 5, 508-509. A Convenient Method for the Synthesis of 1-Adamantyldichlorophosphine.

Scheme 4.1. Phosphorylated adamantane derivatives.

  Phosphorylated diamantane derivatives.The main applications of diamondoid phosphines have been their use as ligands for transition metal catalysis. Adamantylphosphines used in catalysis has been early on investigated by the Buchwald group.9,18 The electron-rich, bulky biaryl-di-1-adamantylphosphine ligand 170 (Scheme 4.3) was used in the palladium-catalyzed formation of diaryl ethers (Scheme 4.3, a). Phosphine 170 was synthesized from16 G. A. Olah, O. Farooq, Q. Wang, A. H. Wu. J. Org. Chem., 1990, 55, 1224-1227. AlCl 3 -Catalyzed Dichlorophosphorylation of Saturated Hydrocarbons with PCl 3 in Metylene Chloride Solution.19 The Beller group used diadamantyl-n-butylphosphane 123 for Suzuki coupling reactions (Scheme 4.3, b) and palladiumcatalyzed α-arylations of ketones (Scheme 4.3, c) that later on was commercialized as cataCXium®.20,21 A similar ligand with a benzyl group was described by Plenio for Sonogashira coupling reactions (Scheme 4.3, d).22 In 2012, Buchwald synthesized a series of ligands, including JackiePhos 166, tBuBrettPhos 167, ligand 168, and AdBrettPhos 169 (Scheme 4.3). Phosphine 168 was used in palladium-catalyzed amidation of 4-bromo-1-metylimidazole (Scheme 4.3, e). They also used the bulkier ligand AdBrettPhos 169 with two adamantyl groups (Scheme 4.3, e).10 They showed also the performance of 169 in palladium-catalyzed coupling of five-membered heterocyclic bromide with amides in 62-94% yield (Scheme 4.3, f).

		3 e q . PCl 3 . 0 5 e q . AlB r 3	O	P Cl Cl	+	P O Cl	1 ) 6 . 8 e q . HSiCl 3 tol uene , ∆ , 18 h 2 ) H 2 O 2 r . t ., tol uene	O H P
	( 10 )	CH 2 Cl 2 , ∆ , 7 h -> r . t ., 15 h -> 40 o C , 9 h	( 138 ) 22%	( 139 ) 59%	( 162 ) 99%
					4 . 5 e q . HSiCl 3 tol uene , ∆ , 18 h		
						H P	
					( 163 ) 84%
					20 e q . n -b u tyl i o did e 120 o C , 1 h	
						PH	I	1 ) NEt 3 , CH 2 Cl 2 r . t ., 1 . 5 h 2 ) H 2 O 2 , tol uene r . t ., 1 h	P	O
					( 164 ) 57% ( yi e ld over 2 ste p s )	( 165 ) 83%
	Scheme 4.2.						

17 

H. Schwertfeger, M. M. Machuy, C. Würtele, J. E. P. Dahl, R. M. K. Carlson, P. R. Schreiner. Adv. Synth. Catal., 2010, 352, 609-615. Diamondoid Phosphines -Selective Phosphorylation of Nanodiamonds. 18 S. L. Buchwald, X. Huang, D. Zim. U. S. Patent (2004), US 20040171833 A1 20040902. Ligands for metals and improved metalcatalyzed processes based thereon.

Chapter 4: Functionalization of diamondoid phosphines 87 chlorophosphine 118 and an adequate Grignard reagent (Scheme 4.1).

10 

Other pertinent examples of phosphine ligands were developed by the Stradiotto group, and several P,N-ligands bearing diadamantylphosphines were designed (Scheme 4.3). Mor-DalPhos 172, is air-stable and suitable for large scale palladium-catalyzed cross-coupling reactions of aryl chlorides and tosylates with hydrazine (Scheme 4.3, g)

23 

and ammonia (Scheme 4.3, h).

24 

  3-bromo-adamantan-1-ol 177 failed and 1-bromoadamantane 2 was obtained instead (Scheme 4.6). Preparing 177 by hydroxylation of 1bromoadamantane 2 using chromic oxide was successful, giving a moderate 35% yield.28 

			OH	
			( 6 )	
	B r 2 , py r idi ne CH 2 Cl 2 , r . t . , 1 h	X	B r 2 , py r idi ne CH 2 Cl 2 , r . t . , 1 h
	B r	C r O 3	B r	P
	( 2 )	A ce ti c ac id + ace ti c an hyd r id e r . t . , 24 h	OH ( 177 ) 35%	OH

  The group of Pr. A. A. Fokin succeeded in optimizing reaction conditions that give exclusively 22, by using 5 equivalents of PCl 3 in a mixture of sulfuric acid with oleum, and heating at 50 o C for 30 min.

	OH	PCl 3 , H 2 SO 4 OH		P O PCl 3 Cl Cl	Cl	HNO 3 , H 2 SO 4 H 2 O P Cl Cl O P O Cl Cl	P Cl Cl	Cl	P O	Cl P O O	Cl P Cl Cl
	( 6 )	a ) 0 b ) 1 M , -. 5 M , -12 o C , 1 h 13 o C , 1 h PCl 3 -> r . t . , 3 h -> r . t . , 4 h OH H 2 SO 4 96%	( 126 ) a ) 86% b ) > 99% excess PCl 3 H 2 SO 4 / oleum Cl +	-13 °C, 1 h Cl Cl	-> r . t . , 24 h P O +	Cl Cl	Cl OH OH ( 178 ) 80% ( 181 ) +
	OH a ) 1 e q . PCl 3 : OH ( 49 ) -12 o C , 1 h PB r 3 , H 2 SO 4 -> r . t . , 3 h H + -H 2 O -15 o C , 1 h -> r . t ., 3 . 25 h b ) 1 e q . PCl 3 : 0 o C , 1 h -> r . t ., 6 h c ) 2 . 25 e q . PCl 3 : -15 o C , 1 h -> r . t ., 3 . 25 h d ) 10 e q . PCl 3 : -15 o C , 1 h -> r . t ., 3 . 25 h		P O PCl 3 B r ( 183 ) ? 27% 10% ---	B r	HNO 3 , H 2 SO 4 12 o C , 1 h --> r . t . , 8 P Cl Cl Cl H 2 O -24 h ( 184 ) ( 185 ) 65% 9% 50% 32%	P O Cl Cl P B r O	B r ( 182 ) OH 39% 19% ------
	( 6 ) Scheme 4.11. Direct phosphorylation of 4,9-dihydroxydiamantane 49. ( 179 ) 79% ( 48 )	( 22 ) ( 180 ) 43%
	Scheme 4.7. Phosphorylation and hydroxylation of 1-hydroxyadamantane 6. Scheme 4.9. Regioselectivity issues in the medial and apical phosphorylation of 4-
	hydroxydiamantane.								
		OH									Cl	P O	Cl
				1 e q H 2 SO 4 . PCl 3		Cl	Cl O P	+
		( 48 )	a ) b ) c ) d ) Cl	-12 o C , 1 h -16 o C , 1 h -14 o C , 1 h -15 o C , 1 h P Cl O	-> r . t ., 1 -> r . t ., 40 m i n . 5 h -> r . t HNO 3 ., 10 m i n	7% ( 181 )		Cl	P O	Cl	81% 72% 68% 85% ( 22 )
						H 2 SO 4 15 o C , 1 h --> 7 h , r . t .		OH
			( 22 )						( 182 ) 69%
	Scheme 4.10. Hydroxylation of 4-diamantylphosphonic dichloride regioselective at the apical
	position.									
	With the view to reduce the number of steps to produce 182, we investigated the direct phosphorylation
	Thereby the formation of phosphonic dichloride isomer 181 (Scheme 4.9) is avoided. The compound 22 of 4,9-dihydroxydiamantane 49 under various conditions (Scheme 4.11). The best conditions afforded
	could also be synthesized in 75% yield from the corresponding hydroxyl derivative 48 reacted with PCl 3 182 in 39% yield after purification. When longer reaction times at higher temperature were applied, the
	in trifluoroacetic acid. 29 formation of 4,9-dichlorodiamantane 183 was favored.			

28 

a) A. E. Lukash, A. N. Santiago, R. A. Rossi. J. Org. Chem., 1997, 62, 4260-4265. Reactions of 1,3-Dihaloadamantanes with Carbanions in DMSO: Ring-Opening Reactions to Bicyclo [3.3.1]nonane Derivatives by the S RN 1 Mechanism.; b) A. E. Lukash, A. N. Santiago, R. A. Rossi. J. Phys. Org. Chem., 1994, 610-614. Reactions of 1,3-Dihaloadamantanes with diphenylphosphide ions by the S RN 1 mechanism. Competition between intermolecular and intramolecular electron transfer reactions. We then used these conditions with 4-hydroxydiamantane 48 and pleasingly the reaction went very smoothly to give 22 in good yields (δ p = 66.1 ppm) (Scheme 4.8). Scheme 4.8. Phosphorylation of 4-hydroxydiamantane 48. When the reaction time was reduced to only 1 hour at -15 o C, the formation of 1-diamantylphosphonic dichloride 181 as byproduct (δ p = 65.8 ppm) was evidenced, and confirmed by an X-Ray structure determination. The hydroxylation of 4-diamantylphosphonic dichloride 22 (Scheme 4.10) was achieved to give in high yield hydroxylated diamantane derivative 182 (δ p = 65.3 ppm). The reaction is regioselective at the apical position, which confirmed our expectation that longer reaction times favor the functionalization at the apical position as it was observed for direct hydroxylation of diamantane (Scheme 4.8).

  Ph 2 P -ion in liquid ammonia by the Rossi group 28b is the only reported way to prepare adamantyldiphenylphosphine 199 as a by-product that has been isolated only as its oxide 191.

	Protection of the phosphine 199 with sulfur and selenium effectively made the purification process
	easier. Then, a reduction of sulfide and selenide compounds 198 (δ p = 56.3 ppm) and 197 (δ p = 53.7
	ppm) B r Li -PPh 2 N a -PPh 2 a ) Cl -PPh 2 + 2 e q THF . Li or b ) Cl -PPh 2 + 2 e q . N a r . t ., 14 h + THF r . t ., 2 . 5 d ( 2 )	THF 78 o C , 2 h -r . t ., 5 d 1 e q -> . S e	P	1/8 e q . S 8	
		r . t ., 3 h		r . t ., 3 h	
		S e P		P S	+	Cl P
						Cl
	( 197 )	a ) 34% 60%	3 e q . LiAlH 4 1 , 4 -di oxane 110 o C , 24 h	( 198 ) 60%	a ) 45% b ) 18%
	O				
	P	a i r con t ac t	P		
		> 99%			
	( 191 )		( 199 )		
			4 in THF and 1,4-dioxane under various
	conditions failed. To overcome this difficulty, we introduced -P(E)Ph 2 fragments (where E = S, Se), with
	sulfur or selenium, directly on adamantyl. Instead of starting with adamantyllithium and ClPPh 2 , we
	started with LiPPh 2 (synthesized from ClPPh 2 and Li) and 1-bromoadamantane 2, which are technically
	easier to prepare than the adamantyllithium (Scheme 4.17). Changing the lithium base for sodium base
	gave a lower yield of 198 (Scheme 4.17). The photochemical reaction using 1,3-dichloroadamantane and

We investigated the reduction mode of diamondoid phosphine oxides starting with the adamantane derivative 191. Reduction of 191 with LiAlH 35 with excess LiAlH 4 in distilled 1,4-dioxane yielded phosphine 199 quantitatively (δ p = 16.3 ppm).

This diarylalkylphosphine is indeed very air-sensitive and was quantitatively oxidized upon short contact with air.

  H NMR ( , 400 MHz, CDCl 3 ): 1.58 (d, J = 12 Hz, 2H), 1.70 1.80 (m, 7H), 1.92 (bs, 1H), 1.90 2.10 (m, 5H), 2.30 (d, J = 8 Hz, 2H), 2.74 (d, J = 12 Hz, 2H). 13 C NMR ( , 100 MHz, CDCl 3 ): 24.7 (CH), 26.1 (CH, d, J CP = 15 Hz), 34.0 (CH 2 ), 36.7 (CH, d, J CP = 2 Hz), 36.8 (CH 2 , d, J CP = 3 Hz), 37.0 (CH, d, J CP = 2 Hz), 38.4 (CH 2 ), 38.8 (CH 2 , d, J CP < 1 Hz), 38.9 (CH, d, J CP = 16 Hz), 56.3 (C, d, J CP = 73 Hz). 31 P NMR ( , 162 MHz, CDCl 3 ): 66.1. EI-HRMS (m/ z): found 304.0564, calcd for C 14 H 19 Cl 2 OP 304.0551. Anal. Calcd for C 14 H 19 Cl 2 OP C 55.10, H 6.28. Found C 55.34, H 6.26.

	9-Dichlorophosphoryltriamantane (13). Obtained from 150
	mg (0.58 mmol) of 9-hydroxytriamantane ( ) as a colorless solid
	through the phosphorylation in tri uoroacetic acid, yield 179 mg (86%). Mp = 142 143 °C. 1 H NMR ( , 400 MHz, CDCl 3 ): 1.36 (d, J = 2.9 Hz, 2H), 1.51 (bs, 2 H), 1.60 (d, J = 8 Hz, 2 H), 1.64 1.80 (m, 10 H), 1.86 1.96 (m, 3 H), 1.96 2.11 (m, 4 H). 13 C NMR ( , 100
	MHz, CDCl 3 ): 27.5 (CH), 33.5 (C), 33.7 (d, J CP = 2.2 Hz, CH), 34.4 (CH), 35.6 (d, J CP = 3.8 Hz, CH 2 ), 37.2 (d, J CP = 16 Hz, CH), 37.4 (d, J CP = 2.2 Hz, CH), 37.5 (d, J CP = 2.7 Hz, CH 2 ), 37.6 (CH 2 ), 42.1 (d, J CP = 4.4 Hz, CH 2 ), 44.6 (CH 2 ), 45.3 (d, J CP = 2.2 Hz, CH), 48.5 (d, J CP = 88 Hz, C). 31 P NMR ( , 162 MHz, CDCl 3 ): 65.1. MS (m/z): 356 (<1), 239 (100), 183 (2), 157 (4), 143 (8), 129 (5). EI-HRMS
	(m/z): found 356.0846, calcd for C 18 H 23 Cl 2 OP 356.0864. 3-Dichlorophosphoryltriamantane (14). Obtained from 150
	mg (0.58 mmol) of 3-hydroxytriamantane ( ) through the
	phosphorylation in tri uoroacetic acid as a colorless solid, yield 150
	mg (72%). Mp = 135 136 °C. 1 H NMR ( , 600 MHz, CDCl 3 ): 1.26
	1.35 (m, 2 H), 1.40 (s, 2 H), 1.47 1.55 (m, 2 H), 1.65 1.81 (m, 8 H),
	1.82 1.91 (m, 2 H), 1.96 2.09 (m, 4 H), 2.18 2.25 (m, 1 H), 2.67 2.76 (m, 2 H). 13 C NMR ( , 151 MHz, CDCl 3 ): 26.9 (CH), 27.4 (d, J CP = 16 Hz, CH), 33.2 (CH), 33.9 (CH), 34.4 (d, J CP = 15 Hz, C), 34.7 (CH 2 ), 34.74 (d, J CP = 2.2 Hz, CH), 36.6 (d, J CP = 3 Hz, CH 2 ), 37.3 (CH 2 ), 37.4 (CH), 37.5 (CH 2 ), 38.99 (d, J CP = 0.9 Hz, CH 2 ), 39.0 (d, J CP = 17 Hz, CH), 44.2 (d, J CP = 3 Hz, CH 2 ), 45.3 (d, J CP = 3
	Hz, CH 2 ), 45.9 (d, J CP = 2.3 Hz, CH), 46.2 (d, J CP = 3 Hz, CH), 57.4 (d, J CP = 72 Hz, C). 31 P NMR ( , 162 MHz, CDCl 3 ): 65.7. MS (m/z): 358 (<1), 356 (<1), 239 (100), 167 (16), 143 (9), 129 (7). EI-HRMS
	(m/z): found 356.0851, calcd for C 18 H 23 Cl 2 OP 356.0864.

5: Palladium CVD under mild conditions on functionalized diamondoid phosphines 5.1. Introduction

  

	Our first results devoted to palladium deposition by OMCVD from [Pd(η 3 -allyl)Cp] on hydroxylated
	and fluorinated diamantanes, reported in Chapter 3, indicated that short duration deposition (below 30
	min) at 65 °C in the presence of H 2 was not selectively achieved on the diamondoid substrate as we
	expected, but rather mainly deposited on the silica substrates that support the diamondoid. This was a
	major obstacle to our building of hybrid materials. Further experiments then conducted over a longer
	period of time (2-5 h) at lower temperature (30 °C) lead to the homogeneous deposition of Pd layers

H NMR ( , 400 MHz, DMSO-d 6 ): 0.93 (d, J = 12 Hz, 2 H), 1.24 (d, J = 13 Hz, 2 H), 1.37 (bs, 1 H), 1.53 1.71 (m, 10 H), 1.77 (bs, 2 H), 1.90 (bs, 2 H), 2.35 (d, J = 12 Hz, 2 H), 3.08 (d, J = 12 Hz, 2 H).
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C NMR

Chapter

(particle size around 250-865 nm from SEM). While the deposition of palladium layers that was achieved may be of interest and could be further explored as "carbon-doped" metal layers (conductivity, catalytic properties, emission, etc.), this was not our initial objective devoted to produce discernible individual hybrid edifices.

As explained in Chapter 3, to solve this issue, we thought about generating covalent bonding between functionalized diamondoids and transition metals. Concerning group 10 transition metals, and in particular palladium (but also platinum and nickel), their affinity with phosphorus is well-known.

Therefore, we introduced phosphino groups onto the diamondoids, as described in Chapter 4. To the best of our knowledge, this present approach of substrate functionalization with phosphines for metallization has not been previously reported in the CVD literature. However, it is worth mentioning a study from the group of Senkevich et al. They reported that "the ability to modify the dielectric or barrier layer surface with an atomic layer of phosphorus (deposited) via a PH 3 /He plasma (255 °C) allows favorable interaction to occur,(…) favorable interaction ultimately allows metals like Pd or Cu to "wet" the dielectric surface, improving adhesion, and ultimately leading to superior properties of the metal deposit ([Pd(hexafluoropentanedionate) 2 ], 180 °C). Such interface engineering should improve metallization via techniques like ALD, CVD, ELD, and ECD." 1 Phosphorus atomic layer deposition from PH 3 is conceptually and technically fairly different from our intended diamondoid hybrid construction.

  hybridized carbon was 290.45 eV and for ion-bombarded diamond was 285.35 eV: J. C. Lascovich, R. Giorgi, S. Scaglione. Appl. Surf. Sci., 1991, 47, 17-21. Evaluation of the sp

	2 /sp	3 ratio in amorphous carbon structure by XPS and XAES.
	7 C 1s BE for adamantane was 290.0 eV and for adamantane-1-thiol 290.2 eV: L. Landt, M. Staiger, D. Wolter, K. Klünder, P.
	Zimmermann, T. M. Willey, T. van Buuren, D. Brehmer, P. R. Schreiner. J. Chem. Phys., 2010, 132, 024710/1-024710/7. The
	influence of a single thiol group on the electronic and optical properties of the smallest diamondoid adamantane.;
	8 C 1s BE for diamond sp 3 was 285.2 eV: P. Mérel, M. Tabbal, M. Chaker, S. Moisa, J. Margot. Appl. Surf. Sci., 1998, 136, 105-110.
	Direct evaluation of the sp 3 content in diamond-like carbon films by XPS.
	9	

Table 6 . 1 .

 61 Calibration of the Pirani gauge from naphthalene measurement and ref. 3.

	T exp (°C)	T exp (K)	P ref (Pa)	P exp (Pa)	P ref / P exp ratio
	54.40	327.55	123.5627	101.3080	1.2197
	49.20	322.35	78.2719	83.9790	0.9320
	41.55	314.70	39.9856	60.2072	0.6641
	30.85	304.00	15.6279	41.3230	0.3782
	21.80	294.95	7.0602	26.5267	0.2662

3 C. G. De Kruif, T. Kuipers, J. C. V. Miltenburg, R. C. F. Schaake, G. Stevens. J. Chem. Thermodynamics, 1981, 13, 1081. The vapor pressure of solid and liquid naphthalene.

Table 6 . 2 .

 62 Experimental vapor pressure and corrections for adamantane.

	T exp (K)	P exp (Pa)	P ref /P ratio	P corrected	1/T	ln (P corrected )
	294.38	41.1897	0.2523	10.3918	3.397.10 -3	2.3410
	301.58	56.4859	0.3540	19.9963	3.316.10 -3	2.9955
	314.18	77.3140	0.6408	49.5455	3.183.10 -3	3.9029
	324.23	98.6420	1.0288	101.4806	3.084.10 -3	4.6199

Table 6 . 3 .

 63 Experimental vapor pressure and corrections for diamantane.

	T exp (K)	P exp (Pa)	P ref /P ratio	P corrected	1/T	ln (P corrected )
	294.98	2.7365	0.2594	0.7099	3.390.10 -3	-0.3426
	314.28	10.0508	0.6439	6.4713	3.182.10 -3	1.8674
	323.18	19.4391	0.9795	19.0410	3.094.10 -3	2.9466
	328.89	26.2774	1.2816	33.6765	3.041.10 -3	3.5168

Table 6 . 4 .

 64 Experimental vapor pressure and corrections for 1-hydroxydiamantane.

	T exp (K)	P exp (Pa)	P ref /P ratio	P corrected	1/T	ln (P corrected )
	313.00	2.6139	0.6063	1.5849	3.195.10 -3	0.4605
	322.60	4.1892	0.9530	3.9922	3.100.10 -3	1.3843
	333.20	9.3577	1.5700	14.6918	3.001.10 -3	2.6873
	348.85	25.9546	3.2812	85.1622	2.867.10 -3	4.4446

Table 6 . 5 .

 65 Experimental vapor pressure and corrections for 4-hydroxydiamantane.

	T exp (K)	P exp (Pa)	P ref /P ratio	P corrected	1/T	ln (P corrected )
	326.05	6.7832	1.1211	7.6048	3.067.10 -3	2.0288
	331.55	11.0654	1.4526	16.0740	3.016.10 -3	2.7772
	343.55	22.4611	2.5563	57.4182	2.911.10 -3	4.0504
	348.20	32.5052	3.1823	103.4402	2.872.10 -3	4.6390

Table 6 . 6 .

 66 Experimental vapor pressure and corrections for 4-fluorodiamantane.

	T exp (K)	P exp (Pa)	P ref /P ratio	P corrected	1/T	ln (P corrected )
	327.65	15.9360	1.2089	19.2646	3.052.10 -3	2.9583
	332.60	20.0234	1.5263	30.5613	3.007.10 -3	3.4197
	343.65	41.2146	2.5684	105.8562	2.910.10 -3	4.6621
	348.55	46.6133	3.2352	150.8014	2.869.10 -3	5.0160

  ).

	P	11 e q . HNO 3 100%	Cl	P O	Cl
		H 2 SO 4 94 . 5% 13 °C, 1 h --> r . t . , 22 . 3 h			
	Mw: 253.11.				
	1 H NMR (400 MHz, 300 K, CDCl 3 ): δ=2.24-2.12 (m, 3H; CH; H-3,5,7), 2.07 (dd, J=7.7, 2.6 Hz, 6H; CH 2 ; H-
	2,8,9), 1.88-1.70 (m, 6H; CH 2 ; H-4,6,10) ppm.			
	31 P NMR (162 MHz, 300 K, CDCl 3 , H 3 PO 4 external standard): δ=65.14 ppm.
	13 C NMR (101 MHz, 300 K, CDCl 3 ): δ=48.67 (d, 1 J(C,P)=88.2 Hz, 1C; C q ; C-1), 35.95 (d, 4 J(C,P)=3.0 Hz, 3C;
	CH 2 ; C-4,6,10), 35.07 (d, 2 J(C,P)=4.4 Hz, 3C; CH 2 ; C-2,8,9), 27.61 (d, 3 J(C,P)=15.2 Hz, 3C; CH; C-3,5,7)
	ppm.				
	HR-MS: m/z (%): calc. for C 10 H 15 Cl 2 OP: 252.024; found: 252.022.
	Elem. Analysis: calc.: C 49.46, H 6.41; found: C 47.49, H 5.99.

c) (3-Hydroxyadamant-1-yl)phosphonic dichloride (178)

  -MS: m/z (%): calc. for C 10 H 15 Cl 2 O 2 P:268.019; found: 268.016. Elem. Analysis: calc.: C 44.63, H 5.62; found: C 44.15, H 5.59.

	d) 1-Adamantylphosphonic dibromide (179)				
	OH	1 e q . PB r 3 H 2 SO 4 94 . 5% 12 °C, 1 h --> r . t . , 3 h	B r 8 7	9	P O 1 10	B r 2 3
		6		5		4
						J(C,P)=17.6 Hz, 2C;
	CH; C-5,7) ppm.					

HR

  -MS: m/z (%): calc. for C 10 H 15 Br 2 O 2 P: 355.918; found: 355.914. Elem. Analysis: calc.: C 33.55, H 4.22; found: C 33.32, H 4.17.

	J(C,P)=17.6 Hz, 2C;
	CH; C-5,7) ppm.

HR

  NMR (243 MHz, 298 K, CDCl 3 , H 3 PO 4 external standard): δ=65.78 ppm.

	1H; CH; H-4), 1.80-1.75 (m, 1H; CH; H-6), 1.75-1.69 (m, 6H; CH 2 ; H-8,10), 1.58 (d, J=13.3 Hz, 2H; CH 2 ;
	H-5) ppm.
	13 C NMR (151 MHz, 298 K, CDCl 3 ): δ=56.40 (d, 1 J(C,P)=73.1 Hz, 1C; C q ; C-1), 38. 49 (d, 3 J(C,P)=16.0 Hz, 2C;
	CH; C-7,11), 38.92 (s, 1C; CH 2 ; C-13), 38.54 (s, 1C; CH 2 ; C-10), 37.16 (d, 4 J(C,P)=3.0 Hz, 1C; CH; C-6),
	36.99 (d, 4 J(C,P)=3.1 Hz, 2C; CH 2 ; C-8,10), 36.82 (d, 2 J(C,P)=2.1 Hz, 2C; CH; C-2,12), 34.09 (s, 2C; CH 2 ;
	C-5,14), 26.18 (d, 3 J(C,P)=15.1 Hz, 1C; CH; C-9), 24.84 (s, 1C; CH; C-4) ppm.
	HR-MS: m/z (%):calc. for C 14 H 19 Cl 2 OP: 304.055; found: 304.055.
	Elem. Analysis: calc.: C 55.10, H 6.28; found: C 55.11, H 6.30.
	4-Diamantylphosphonic dichloride (22):
	Mw: 305.18.
	87 (m,

1 H NMR (600 MHz, 298 K, CDCl 3 ): δ=2.73 (d, J=13.3 Hz, 2H; CH 2 ; H-14), 2.28 (d, J=8.3 Hz, 2H; CH; H-2,12), 2.08-2.01 (m, 1H; CH; H-9), 2.01-1.98 (m, 2H; CH; H-7,11), 1.98-1.93 (m, 2H; CH 2 ; H-13), 1.93-1.31 P 1 H NMR (600 MHz, 298 K, CDCl 3 ): δ=2.04 (d, J=7.6 Hz, 6H; CH 2 ; H-3,5,13), 1.99 (br s, 3H; CH; H-2,6,12), 1.86-1.81 (m, 1H; CH; H-9), 1.80-1.71 (m, 9H, H-

  NMR (243 MHz, 298 K, CDCl 3 , H 3 PO 4 external standard): δ=66.14 ppm.

	CH 2 ; C-8,10,14), 36.76 (d, 3 J(C,P)=17.2 Hz, 3C; CH; C-2,6,12), 36.16 (s, 3C; CH; C-1,7,11), 36.06 (d,
	2 J(C,P)=4.0 Hz, 3C; CH 2 ; C-3,5,13), 25.27 (s, 1C; CH; C-9) ppm.			
	HR-MS: m/z (%): calc. for C 14 H 19 Cl 2 OP: 304.054; found: 304.054.			
	Elem. Analysis: calc.: C 55.10, H 6.28; found: C 55.06, H 6.28.			
	g) (9-Hydroxydiamant-4-yl)phosphonic dichloride (182)			
	Method A:					
	Cl	P O	Cl		Cl	P O	Cl
							4
			9 e q . HNO 3 H 2 SO 4 96% -15 °C, 1 h r . t . , 7 h	7 8	5 6	3 2 10 11 9	1 14	13 12
							OH

13

C NMR (151 MHz, 298 K, CDCl 3 ): δ=47.22 (d, 1 J(C,P)=89.3 Hz, 1C; C q ; C-4), 37.41

(d, 5 

J(C,P)=3.5 Hz, 3C;

Chlorodiamant-4-yl)phosphonic dichloride (184):

  

	(4,9-Diamantyl)diphosphonic dichloride (185):
	Mw: 422.05.	
	1 H NMR (600 MHz, 291 K, CDCl 3 ): δ=2.16-2.09 (d, J=7.4 Hz, 12H; CH 2 ; H-3,5,8,10,13,14), 2.09-2.01 (m, 6H;
	CH; H-1,2,6,7,11,12) ppm.
	31 P NMR (243 MHz, 291 K, CDCl 3 ): δ=63.97 ppm.
	13 C NMR (151 MHz, 291 K, CDCl 3 ): δ=46.26 (d, 1 J(C,P)=94.0 Hz, 2C; C q ; C-4,9), 35.37 (d, 3 J(C,P)=2.4 Hz, 3C;
	CH; C-2,6,12), 35.25 (s , 9C; CH&CH 2 ; C-1,3,5,7,8,10,11,13,14) ppm.
	(9-Hydroxydiamant-4-yl)phosphonic dichloride (182):
	Mw: 321.18.	
	1 H NMR (600 MHz, 298 K, CDCl 3 ): δ=2.14-2.02 (m, 6H; CH 2 ; H-8,10,14), 1.98 (br s, 6H; CH; H-
	1,2,6,7,11,12), 1.82-1.68 (m, 6H; CH 2 ; H-3,5,13), 1.51 (br s, 1H; OH) ppm.
	NMR (151 MHz, 298 K, CDCl 3 ): δ=66.41 (s, 2C; C q ; C-4,9), 46.93 (s, 6C; CH 2 ; C-3,5,8,10,13,14), 38.99 (s,
	6C; CH; C-1,2,6,7,11,12) ppm.
	HR-MS: m/z (%):calc. for C 14 H 18 Cl 2 : 256.079; found: 256.078.
	Elem. Analysis: calc.: C 65.38, H 7.05; found: C 65.29, H 7.10. PH 2 5 e q . LiAlH 4 P Cl Cl O
	(9-Mw: 339.62.	THF d r y 78 °C, 4 h -r . t . , 1 h
	1 H NMR (600 MHz, 291 K, CDCl 3 ): δ=2.17 (d, J=3.4 Hz, 6H; CH 2 ; H-8,10,14), 2.11-2.06 (dd, 6H; CH 2 ; H-
	3,5,13), 2.06-2.01 (m, 3H; CH; H-2,6,12), 2.01-1.06 (m, 3H; CH; H-1,7,11) ppm.
	31 P NMR (243 MHz, 291 K, CDCl 3 ): δ=64.85 ppm.
	13 C NMR (151 MHz, 291 K, CDCl 3 ): δ=65.65 (s, 1C; C q ; C-9), 47.13 (d, 5 J(C,P)=3.1 Hz, 3C; CH 2 ; C-8,10,14),
	46.51 (d, 1 J(C,P)=92.8 Hz, 1C; C q ; C-4), 39.13 (d, 4 J(C,P)=2.6 Hz, 3C; CH; C-1,7,11), 35.15 (d,

3

J(C,P)=16.7 Hz, 3C; CH; C-2,6,12), 34.97

(d, 2 

J(C,P)=3.3 Hz, 3C; CH 2 ; C-3,5,13) ppm. 31 P NMR (243 MHz, 300 K, CDCl 3 ): δ=65.29 ppm. 13 C NMR (151 MHz, 298 K, CDCl 3 ): δ=66.79 (s, 1C; C q ; C-9), 46,77 (d, 1 J(C,P)=91.6 Hz, 1C; C q ; C-4), 44.76 (d, 2 J(C,P)=3.2 Hz, 3C; CH 2 ; C-3,5,13), 38.47 (d, 4 J(C,P)=2.3 Hz, 3C; CH; C-1,7,11), 35.60 (d, 3 J(C,P)=16.6 Hz, 3C; CH; C-2,6,12), 35.04 (d, 5 J(C,P)=3.1 Hz, 3C; CH 2 ; C-8,10,14) ppm. HR-MS: m/z (%): calc. for C 14 H 19 Cl 2 O 2 P: 320.050; found: 320.046. Elem. Analysis: calc.: C 52.35, H 5.96; found: C 48.19, H 5.97. h) 3-Phosphinoadamantan-1-ol (186) and (3-Hydroxyadamant-1-yl)phosphine oxide (187)

  Chlorodiamant-4-yl)phosphonic dichloride (0.051 g, 0.15 mmol) was placed in a 5-mL-flask under argon. The LiAlH 4 solution (0.75 mL, 1 M in THF, 0.75 mmol, 5 eq.) was slowly added at -78 o C. The colourless solution was stirred for 4 h at -78 o C and for 1 h at r.t.

	(9-Workup:					
	-1-ol (186): 0.75 mL of distilled water was added drop by drop with a pipette and the colourless solution turned into
	Mw: 184.22. a viscous white liquid. It was extracted with 10 mL of DCM and dried over MgSO 4 . The solvent was
	1 H NMR (600 MHz, 300 K, C 6 D 6 ): δ=2.70 (d, 1 J(H,P)=188.0 Hz, 2H; PH 2 ), 1.91-1.83 (m, 2H; CH; H-5,7), 1.59 evaporated to get a pure white solid product 188 (0.036 g, 99%) that was conserved under argon to
	(d, J=4.2 Hz, 2H; CH 2 ; H-2), 1.53-1.4 (m, 8H; CH 2 ; H-4,8,9,10), 1.32-1.23 (m, 2H; CH 2 ; H-6), 1.16 (s, 1H; avoid the phosphine group oxidation.
	OH) ppm.					
	31 P NMR (243 MHz, 300 K, C 6 D 6 ): δ=-85.97 (t, 1 J(P,H)=188.5 Hz) ppm. Mw: 254.74.	
	13 C NMR (151 MHz, 300 K, C 6 D 6 ): δ=67.79 (d, 3 J(C,P)=8.7 Hz, 1C; C q ; C-1), 52.76 (d, 2 J(C,P)=7.8 Hz, 1C; 1 H NMR (600 MHz, 300 K, CDCl 3 ): δ=2.70 (d, 1 J(H,P)=192.8 Hz, 2H; PH), 2.14-2.08 (m, 6H; CH 2 ; H-8,10,14),
	CH 2 ; C-2), 44.33 (s, 2C; CH 2 ; C-8,9), 43.61 (d, 2 J(C,P)=8.8 Hz, 2C; CH 2 ; C-4,10), 35.00 (s, 1C; CH 2 ; C-6), 1.86 (AB q , 6H, Δδ AB =0.11, J AB =30 Hz; CH; H-1,2,6,7,11,12), 1.80-1.78 (t, 4H; CH 2 ; H-5,13), 1.74-1.71 (t,
	31.62 (d, 3 J(C,P)=8.4 Hz, 2C; CH; C-5,7), 31.52 (d, 1 J(C,P)=4.8 Hz, 1C; C q ; C-3) ppm. 2H; CH 2 ; H-3) ppm.
	Mw: 200.21.					
	1 H NMR (600 MHz, 300 K, CDCl 3 ): δ=7.15 (d, 1 J(H,P)=452.8 Hz, 2H; PH 2 ), 2.40-2.34 (m, 2H; CH; H-5,7), (s, 1C; CH 2 ; C-3), 36.61 (d, 3 J(C,P)=7.9 Hz, 2C; CH; C-6,12), 36.02 (s, 1C; CH; C-2), 26.65 (d, 1 J(C,P)=3.2
	1.95-1.67 (m, 13H; CH 2 , OH; H-2,4,6,8,9,10) ppm. Hz, 1C; C q ; C-4) ppm.				
	31 P NMR (243 MHz, 303 K, CDCl 3 ): δ=25.71 (t, 1 J(P,H)=452.8 Hz) ppm.	
	13 C NMR (151 MHz, 303 K, CDCl 3 ): δ=67.71 (d, 3 J(C,P)=15.7 Hz, 1C; C q ; C-3), 44.45 (s, 2C; CH 2 ), 42.11 (s, j) 4,9-Diamantyldiphosphine (189)
	1C; CH 2 ), 36.81 (d, 1 J(C,P)=72.7 Hz, 1C; C q ; C-1), 35.06 (d, 2 J(C,P)=2.2 Hz, 1C; CH 2 ), 33.59 (s, 2C; CH 2 ), 30.03 (d, 3 J(C,P)=13.4 Hz, 2C; CH; C-5,7) ppm. PH 2 P Cl Cl O
		10 e q . LiAlH 4				
	i) (9-Chlorodiamant-4-yl)phosphine (188) P Cl O Cl P	THF d r y 78 °C, 4 h , -r . t . , 1 h			PH 2 PH 2
		5 e q -r . t . , 1 h 78 °C, 4 h , THF d r y . LiAlH 4	8 7	6 5	9 10 11 3 2 4	1	12 13
	Cl				Cl	

(3-Hydroxyadamant-1-yl)phosphine oxide (187): 31 P NMR (243 MHz, 300 K, CDCl 3 ): δ=-85.92 (t, 1 J(P,H)=194.9 Hz, 3TS J(P,H)=6.8 Hz) ppm.

13 

C NMR (151 MHz, 300 K, CDCl 3 ): δ=67.28 (s, 1C; C q ; C-9), 48.30 (s, 1C; CH 2 ; C-10), 47.70 (s, 2C; CH 2 ; C-8,14), 44.46 (d, 2 J(C,P)=8.7 Hz, 2C; CH 2 ; C-5,13), 40.80 (s, 1C; CH; C-11), 39.48 (s, 2C; CH; C-1,7),

37.15 

  : 252.27.

	1 H NMR (600 MHz, 300 K, CDCl 3 ): δ=2.70 (d, 1 J(H,P)=192.0 Hz, 2H; PH), 1.95-1.91 (m, 1H; CH; H-2), 1.91-
	1.87 (m, 2H; CH; H-6,12), 1.83-1.80 (m, 4H; CH 2 ; H-8,14), 1.78-1.75 (m, 2H; CH; H-1,7), 1.75-1.73 (m,
	2H; CH 2 ; H-10), 1.73-1.68 (m, 7H; CH & CH 2 ; H-3,5,11,13), 1.43 (s, 1H; OH) ppm.
	31 P NMR (243 MHz, 300 K, CDCl 3 ): δ=-85.70 (t, 1 J(P,H)=192.0 Hz) ppm.	
	13 C NMR (151 MHz, 300 K, CDCl 3 ): δ=67.34 (s, 1C; C q ; C-4), 45.83 (s, 1C; CH 2 ; C-3), 45.27 (s, 2C; CH 2 ; C-
	5,13), 44.65 (d, 2 J(C,P)=8.6 Hz, 2C; CH 2 ; C-8,14), 40.02 (s, 1C; CH; C-2), 38.74 (s, 2C; CH; C-6,12), 37.35
	(s, 1C; CH 2 ; C-10), 37.12 (d, 3 J(C,P)=8.2 Hz, 2C; CH; C-1,7), 36.52 (s, 1C; CH; C-11), 26.89 (d, 1 J(C,P)=3.3
	1 H NMR (600 MHz, 300 K, CDCl 3 ): δ=2.69 (d, 1 J(H,P)=192.0 Hz, 4H; PH), 1.77 (d, J=4.1 Hz, 12H; CH 2 ; H-Hz, 1C; C q ; C-9) ppm.
	3,5,8,10,13,14), 1.72 (br s, 6H; CH; H-1,2,6,7,11,12) ppm. HR-MS: m/z (%): calc. for C 14 H 21 OP: 236.133; found: 236.133.	
	31 P NMR (243 MHz, 300 K, CDCl 3 ): δ=-85. 56 (t, 1 J(P,H)=192.0 Hz, 3TS J(P,H)=5.2 Hz) ppm. Elem. Analysis: calc.: C 71.16, H 8.96; found: C 71.85, H 8.89.
	13 C NMR (151 MHz, 300 K, CDCl 3 ): δ=45.20 (d, 2 J(C,P)=8.9 Hz, 6C; CH 2 ; C-3,5,8,10,13,14), 37.03 (d,
	3 J(C,P)=8.2 Hz, 6C; CH; C-1,2,6,7,11,12), 26.87 (d, 1 J(C,P)=3.0 Hz, 2C; C q ; C-4,9) ppm. l) 4-Hydroxydiamantane (48)
	k) 9-Phosphinodiamantan-4-ol (190) P Cl O Cl	OH
	5 e q . LiAlH 4 5 e q . LiAlH 4 d r y THF -78 °C, 1 h 60 °C, 16 h THF d r y 78 °C, 4 h --> r . t . , 1 h (9-Hydroxydiamant-4-yl)phosphonic dichloride (0.080 g, 0.25 mmol) was placed in a 5-mL-flask under P Cl Cl 3 4 5 13 O 1 2 7 8 9 10 14 PH 2 6 11 12 2 1 7 10 8 14 9 OH 11 3 6 12 4 5 13
	OH argon equipped with a reflux system. The LiAlH 4 solution (1.25 mL, 1 M in THF, 1.25 mmol, 5 eq.) was OH
	(9-Hydroxydiamant-4-yl)phosphonic dichloride (0.032 g, 0.1 mmol) was placed in a 5-mL-flask under slowly added at -78 o C. The colourless solution was stirred for 1 h at -78 o C and for 16 h at 60 o C.
	argon. A LiAlH 4 solution (0.5 mL, 1 M in THF, 0.5 mmol, 5 eq.) was added at -78 o C slowly. The resulting Workup:
	colourless solution was stirred at for 4 h at -78 o C and for 1 h at r.t. 1.2 mL of distilled water was added carefully drop by drop with a pipette and all colourless solution
	Workup: turned into a viscous white liquid. It was extracted with 25 mL of DCM and dried over MgSO 4 . The
	0.5 mL of distilled water was added carefully drop by drop with a pipette and the colourless solution solvent was evaporated to get a pure 1-hydroxydiamantane (0.051 g, 99%).
	turned into a viscous white liquid. It was extracted with 10 mL of DCM and dried over MgSO 4 . The
	solvent was evaporated to get a pure product (0.024 g, 99%) that was conserved under argon to avoid Mw: 204.31
	the oxidation. 1 H NMR (600 MHz, 298 K, CDCl 3 ) δ=1.96-1.91 (m, 3H; CH; H-2,6,12), 1.81-1.77 (m, 1H; CH; H-9), 1.77-1.73
	(t, 6H; CH 2 ; H-3,5,13), 1.73-1.65 (m, 9H; CH, CH 2 ; H-1,7,8,10,11,14), 1.38 (br s, 1H; OH) ppm
	Mw: 236.29. 13 C NMR (151 MHz, 298 K, CDCl 3 ): δ=67.69 (s, 1C; C q ; C-4), 45.80 (s, 3C; CH 2 ; C-8,10,14), 39.99 (s, 3C; CH;
	C-2,6,12), 37.33 (s, CH 2 ; 3C; C-3,5,13), 36.49 (s, 3C; CH; C-1,7,11), 25.76 (s, 1C; CH; C-9) ppm.
	HR-MS: m/z (%): calc. for C 14 H 20 O: 204.151; found: 204.152.	

  ).

	Mw: 336.41.
	1 H NMR (400 MHz, 296 K, CDCl 3 ): δ=8.06-7.91 (m, 4H; CH; H-12,16,18,22), 7.63-7.43 (m, 6H; CH; H-
	13,14,15,19,20,21), 2.03-1.88 (m, 9H; CH, CH 2 ; H-2,3,5,7,8,9), 1.80-1.60 (m, 6H; CH 2 ; H-4,6,10) ppm.
	31 P NMR (162 MHz, 296 K, CDCl 3 , H 3 PO 4 external standard): δ=34.30 ppm.
	13 C NMR (75 MHz, 300 K, CDCl 3 ): δ=132.42 (d, 2 J(C,P)=7.9 Hz, 4C; CH; C-12,16,18,22), 131.52 (d,
	4 J(C,P)=2.6 Hz, 2C; CH; C-14,20), 130.75 (d, 1 J(C,P)=90.0 Hz, 1C; C q ; C-11/17), 128.35 (d, 3 J(C,P)=10.9
	Hz, 4C; CH; C-13,15,19,21), 37.16 (d, 1 J(C,P)=72.5 Hz, 1C; C q ; C-1), 36.57 (d, 4 J(C,P)=1.3 Hz, 3C; CH 2 ; C-
	4,6,10), 35.50 (d, 2 J(C,P)=1.8 Hz, 3C; CH 2 ; C-2,8,9), 27.66 (d, 3 J(C,P)=10.3 Hz, 3C; CH; C-3,5,7) ppm.
	HR-MS: m/z (%):calc. for C 22 H 25 PO: 336.164; found: 336.164.
	Elem. Analysis: calc.: C 78.55, H 7.49; found: C 78.44, H 7.58.

  ).

	Mw: 352.41.
	1 H NMR (600 MHz, 294 K, CDCl 3 ): δ=7.98-7.93 (m, 4H; CH; H-12,16,18,22), 7.56-7.51 (m, 2H; CH; H-
	14,20), 7.51-7.45 (m, 4H; CH; H-13,15,19,21), 2.28-2.21 (m, 2H; CH; H-5,7), 1.96 (s, 1H; OH), 1.89 (d,
	J=5.4 Hz, 2H; CH 2 ; H-2), 1.87-1.75 (m, 4H; CH 2 ; H-4,10), 1.66 (AB q , 4H, Δδ AB =0.03, J AB =12 Hz; CH 2 ; H-
	8,9), 1.55 (s, 2H; CH 2 ; H-6) ppm.
	31 P NMR (243 MHz, 294 K, CDCl 3 ): δ= 32.38 ppm.
	13 C NMR (151 MHz, 294 K, CDCl 3 ): δ=132.35 (d, 2 J(C,P)=8.4 Hz, 4C; CH; C-12,16,18,22), 131.74 (d,
	4 J(C,P)=2.9 Hz, 2C; CH; C-14,20), 130.33 (d, 1 J(C,P)=91.1 Hz, 2C; C q ; C-11,17), 128.49 (d, 3 J(C,P)=11.1
	Hz, 4C; CH; C-13,15,19,21), 68.12 (d, 3 J(C,P)=12.5 Hz, 1C; C q ; C-3), 44.39 (s, 2C; CH 2 ; C-8,9), 43.13 (s,
	1C; CH 2 ; C-2), 40.37 (d, 1 J(C,P)=72.0 Hz, 1C; C q ; C-1), 35.05 (s, 1C; CH 2 ; C-6), 34.31 (s, 2C; CH 2 ; C-4,10),
	30.25 (d, 3 J(C,P)=11.3 Hz, 2C; CH; C-5,7) ppm.

  ).

	Mw: 338.48.
	1 H NMR (400 MHz, 295 K, CDCl 3 ): δ=8.03-7.91 (m, 4H; CH; H-16,20,22,26), 7.58-7.42 (m, 6H; CH; H-
	17,18,19,23,24,25), 2.00-1.85 (m, 6H; CH 2 ; H-3,5,13), 1.80 (br s, 3H; CH; H-2,6,12), 1.75 (m, 1H; CH 3 ;
	H-9), 1.72-1.55 (m, 9H; CH, CH 2 ; H-1,7,8,10,11,14) ppm.
	31 P NMR (162 MHz, 296 K, CDCl 3 , H 3 PO 4 external standard): δ=35.02 ppm.
	13 C NMR (101 MHz, 296 K, CDCl 3 ): δ=132.38 (d, 2 J(C,P)=8.1 Hz, 4C; CH; C-16,20,22,26), 131.56 (d,
	4 J(C,P)=2.6 Hz, 2C; CH; C-18,24), 130.68 (d, 1 J(C,P)=73.1 Hz, 1C; C q ; C-15/21), 128.35 (d, 3 J(C,P)=10.8
	Hz, 4C; CH; C-17,19,23,25), 37.71 (d, 2 J(C,P)=1.5 Hz, 3C; CH 2 ; C-3,5,13), 36.84 (d, 3 J(C,P)=11.3 Hz, 3C;
	CH; C-2,6,12), 36.44 (s, 6C; CH, CH 2 ; C-1,7,8,10,11,14), 35.22 (d, 1 J(C,P)=72.8 Hz, 1C; C q ; C-4), 25.48 (s,
	1C; CH; C-9) ppm.
	HR-MS: m/z (%): calc. for C 22 H 25 PO: 388.196; found: 388.194.
	Elem. Analysis: calc.: C 80.38, H 7.52; found: C 77.55, H 7.66.

  ). MS: m/z (%): calc. for C 26 H 29 O 2 P: 404.191; found: 404.190.

	Chapter 6: Experimental part						
	HR-q) Tribenzyl(9-hydroxydiamant-4-yl)phosphonium bromide (195)	
	PH 2	28	23	22	P 15 16	21	20
	2 . 4 e q . B n -B r				17	18	19
	d r y t o l uene 100 °C, 16 h						
	OH						
	Mw: 404.48.						
	1 H NMR (400 MHz, 270 K, CDCl 3 ): δ=8.20-7.86 (m, 4H; CH; H-16,20,22,26), 7.71-7.42 (m, 6H; CH; H-
	17,18,19,23,24,25), 2.05 (br s; OH), 2.01-1.92 (m, 6H; CH 2 ; H-8,10,14), 1.88 (br s, 3H; CH; H-1,7,11),
	1.81 (br s, 3H; CH; H-2,6,12), 1.77-1.59 (m, 6H; CH 2 ; H-3,5,13) ppm.
	31 P NMR (162 MHz, 270 K, CDCl 3 ): δ=35.96 ppm.					
	13 C NMR (101 MHz, 270 K, CDCl 3 ): δ=132.39 (d, 2 J(C,P)=8.1 Hz, 4C; CH; C-16,20,22,26), 131.90 (d,
	4 J(C,P)=2.5 Hz, 2C; CH; C-18,24), 128.54 (d, 3 J(C,P)=11.0 Hz, 4C; CH; C-17,19,23,25), 67.11 (s, 1C; C q ; C-
	4/9), 45.07 (s, 3C; CH 2 ; C-3,5,13), 38.76 (s, 3C; CH; C-1,7,11), 35.65 (d, 3 J(C,P)=11.2 Hz, 3C; CH; C-
	2,6,12), 35.35 (s, 3C; CH 2 ; C-8,10,14) ppm.					
							186

  Distilled water (0.5 mL) was added with a pipette. It was extracted with 0.5 mL of CDCl 3 and dried over MgSO 4 . It was filtered to get colourless solution containing the pure compound 196.

	Chapter 6: Experimental part Chapter 6: Experimental part												
	r) (9-Hydroxydiamant-4-yl)phosphine oxide (196) s) 1-Adamantyldiphenylphosphine selenide (197)								
	P Cl	5 6 . , 17 h 7 8 t r . 2 e q . Li	10 11	1 13 14 12 PH 2 2 3 4 9	Li P	H 2 O 2 CDCl 3 t r . . , 1 d a y	7 8 B r	PH 2 1 9 10 11 14 r . t . , 3 h 12 S e 3 2 4 13 O 6 5	19 20	18 21	P 10 S e 1 16 11 22 9 17 8 7	2 3	12 15	13 14
			OH				OH		6	5	4		
	9-Phosphinodiamantan-4-ol (0.005 g, 0.02 mmol) was placed in NMR tube with CDCl 3 . One drop of H 2 O 2
	30% was added at r.t. and shaken gently. It was then leaved for overnight.						
	Workup:													
	Mw: 252.29.													
	1 H NMR (600 MHz, 300 K, CDCl 3 ): δ=6.67 (d, 1 J(H,P)=450.0 Hz, 2H; PH), 2.01-1.96 (m, 2H; CH; H-1,7), 1.96-
	1.91 (m, 3H; CH; H-6,11,12), 1.90-1.85 (dd, 4H; CH 2 ; H-8,14), 1.81-1.78 (m, 1H; OH), 1.78-1.76 (d,
	J=3.6 Hz, 4H; CH 2 ; H-5,13), 1.76-1.73 (t, 2H; CH 2 ; H-10), 1.73-1.70 (m, 1H; CH; H-2), 1.70-1.68 (dd, 2H;
	CH 2 ; H-3) ppm.													
	31 P NMR (243 MHz, 300 K, CDCl 3 ): δ=27.60 (t, 1 J(P,H)=450.0 Hz) ppm.						
	13 C NMR (126 MHz, 300 K, CDCl 3 ): δ=66.99 (s, 1C; C q ; C-9), 45.84 (s, 1C; CH 2 ; C-3), 45.17 (d, 2 J(C,P)=2.0
	Hz, 2C; CH 2 ; C-5,13), 40.04 (s, 1C; CH; C-11), 39.01 (d, 4 J(C,P)=1.5 Hz, 2C; CH; C-1,7), 37.36 (s, 1C; CH 2 ;
	C-10), 36.55 (s, 1C; CH; C-2), 35.26 (d, 3 J(C,P)=13.3 Hz, 2C; CH; C-6,12), 34.59 (s, 2C; CH 2 ; C-8,14),
	1 H NMR (600 MHz, 300 K, MeOD) δ=7.43-7.37 (m, 9H; CH; H-18,19,20,25,26,27,32,33,34), 7.22-7.17 (m, 31.61 (d, 1 J(C,P)=74.6 Hz, 1C; C q ; C-4) ppm.
	6H; CH; H-17,21,24,28,31,35), 3.84 (d, J=13.3 Hz, 6H; CH 2 ; H-15,22,29), 1.99-1.94 (m, 6H; CH 2 ; H-
	8,10,14), 1.94-1.90 (m, 3H; CH; H-1,7,11), 1.88-1.83 (m, 3H; CH; H-2,6,12), 1.69 (d, J=2.7 Hz, 6H; CH 2 ;
	H-3,5,13) ppm.													
	31 P NMR (243 MHz, 300 K, MeOD): δ=27.51 ppm.								
	13 C NMR (151 MHz, 300 K, MeOD): δ=132.08 (d, 3 J(C,P)=4.8 Hz, 6C; CH; C-17,21,24,28,31,35), 130.72 (d,
	4 J(C,P)=2.3 Hz, 6C; CH; C-18,20,25,27,32,34), 129.81 (d, 5 J(C,P)=3.1 Hz, 3C; CH; C-19,26,33), 129.73 (d,
	2 J(C,P)=8.2 Hz, 2C; Cq; C-16,23 or 30), 66.87 (s, 1C; Cq; C-9), 45.29 (s, 3C; CH 2 ; C-3,5,13), 39.40 (s, 3C;
	CH; C-1,7,11), 36.76 (d, 3 J(C,P)=10.3 Hz, 3C; CH; C-2,6,12), 35.49 (s, 3C; CH 2 ; C-8,10,14), 25.06 (d,
	1 J(C,P)=41.3 Hz, 3C; CH 2 ; C-15,22,29) ppm.									
															187 188

  CDCl 3 , H 3 PO 4 external standard): δ = 56.33 (t, 1 J(P,C)=35.7 Hz) ppm.

	Chapter 6: Experimental part										
	1 H NMR (300 MHz, 300 K, CDCl 3 ): δ=8.12-7.99 (m, 4H; CH; H-12,16,18,22), 7.55-7.39 (m, 6H; CH; H-
	13,14,15,19,20,21), 2.08-1.95 (m, 9H; CH, CH 2 ; H-2,3,5,7,8,9), 1.76-1.59 (m, 6H; CH 2 ; H-4,6,10) ppm.
	31 P NMR (121 MHz, 300 K, 13 C NMR (75 MHz, 300 K, CDCl 3 ): δ=133.51 (d, 2 J(C,P)=8.86 Hz, 4C; CH; C-12,16,18,22), 131.29 (d,
	4 J(C,P)=2.9 Hz, 2C; CH; C-14,20), 130.38 (d, 1 J(C,P)=73.1 Hz, 1C; C q ; C-11/17), 128.23 (d, 3 J(C,P)=11.2
	Hz, 4C; CH; C-13,15,19,21), 39.20 (d, 1 J(C,P)=50.2 Hz, 1C; C q ; C-1), 36.42 (s, 6C; CH 2 ; C-2,4,6,8,9,10),
	28.24 (d, 3 J(C,P)=10.6 Hz, 3C; CH; C-3,5,7) ppm.									
	HR-MS: m/z (%): calc. for C 22 H 25 PS: 352.142; found: 352.140.									
	Elem. Analysis: calc. C 74.97, H 7.15; found: C 74.89, H 7.06.									
	u) 1-Adamantyldiphenylphosphine (199)										
	Method A:										
				21						15	
	S		20		22	16			14
	P	3 e q . LiAlH 4 110 °C, 24 h	19	18	9 17 8	P	1	11	2	12	13
					7	10			3		
				6	5			4			
		days, in place of lithium metal afford 18% of pure
	compound.)										
	Mw: 352.47.										
											190
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The peak of C 1s at 289.3 eV corresponds to C sp 3 of the diamondoid similarly to the self-assembly in Sample 1. The C 1s pollution is minored and detected at 284.9 eV (Figure 5.32). To assign these signals, we further examined literature reports and XPS Handbook. The BE of Pd 3d 5/2 at lower energy is the signal usually used to characterize the nature of palladium deposits or surfaces.

The peaks observed at high energy (Pd 3d 5/2 = 342.3 eV) were clearly not assignable to any kind of Pd oxide assigned in the literature (Pd(II) 3d 5/2 = 336.1 eV) and also not [Pd(allyl)Cp] (Pd 2+ 3d 5/2 337.6 eV and Pd 2+ 3d 3/2 342.9 eV). 5,12 This peak did not even get close to P-Pd(0) in phosphine Pd(PPh 3 ) 4 that was assigned Pd 3d 5/2 = 336.2 eV, 13 nor Pd-P with phosphorus may bond through Si-P bonding on SiO 2 support 335.8 eV.