Transmission of optical signals via optical fibers instead of electronic signals by metal wires permits transmission over longer distances, at higher data rates, with lower power consumption, and without electromagnetic interference. Optical computers, using photons for computing, will compute thousands of times faster than any electronic computer can ever achieve. Optical fibers are now well established for efficient data communication, while on-chip data processing is still performed based on electronic integrated circuits (EIC), although the processor clock rates have been limited by the interconnect problem for years 1 . Optical interconnects offered by optoelectronic integrated circuits (OEIC) is considered as a solution to overcome this bottleneck of modern electronic integrated circuits.

 .

 , etc. Challenges of Si-based lasers are loss of efficiency, difficulty of high-density integration, and far lower performances in comparison with the III-V compound semi-conductors, which show higher nonlinearity, higher speed, more efficient light detection at infrared wavelengths, etc. Heterostructure of III-V on silicon has then been proposed, taking advantage of the mature and low-cost Si technology and * and a 3 * , with

Eq. 1-5

In terms of a crystallographic plane (hkl) in real-space, we define a vector in reciprocal space as / 0& ' * ( 1& ) * ( 2& + * . It is easy to prove that the vector is perpendicular to the (hkl) plane and the magnitude of the vector is the inverse of the inter-planar distance d hkl ,

the high performance of III-V materials, allowing an ultimate platform for on-chip optical interconnects.

Three main approaches have been developed and applied to realize the integration of III-V compound semiconductor on top of a SOI wafer: flip-chip, bonding, and heteroepitaxy. For flip-chip integration, III-V optoelectronic component processed on the III-V wafer are flipped and bonded on the silicon platform through soldering. [START_REF] Mitze | Hybrid integration of III/V lasers on a silicon-on-insulator (SOI) optical board[END_REF] Bonding techniques, including direct bonding and adhesive bonding, allows the integration of III-V thin film onto the SOI substrates and fabrication of optoelectronic devices afterwards.

Low temperature O 2 plasma-assisted bonding [START_REF] Pasquariello | Plasma-assisted InP-to-Si low temperature wafer bonding[END_REF][START_REF] Schjolberg-Henriksen | Lowtemperature plasma activated bonding for a variable optical attenuator[END_REF] has been recently developed to overcome the problem of thermal expansion coefficient differences, which is a key challenge in conventional direct bonding at high-temperature. Though such hybrid techniques have showed interesting results, the requirement of stringent alignment not only limits the integration density but also makes them time-consuming and expensive.

Heteroepitaxy is now the most promising and attractive technique allowing a low-cost, highly integrated, and large-scale monolithic integration of III-V material on Si. As candidates, III-V materials such as GaAs [START_REF] Fischer | Growth and properties of GaAs/AlGaAs on nonpolar substrates using molecular beam epitaxy[END_REF][START_REF] Sakai | Room-temperature laser operation of AlGaAs/GaAs double heterostructures fabricated on Si substrates by metalorganic chemical vapor deposition[END_REF][START_REF] Fischer | Low threshold laser operation at room temperature in GaAs/(Al,Ga)As structures grown directly on (100)[END_REF] , InP [START_REF] Kataria | Towards a monolithically integrated III-V laser on silicon: optimization of multi-quantum well growth on InP on Si[END_REF][START_REF] Sarkar | Heteroepitaxial growth dynamics of InP nanowires on silicon[END_REF] , InAs [START_REF] Mano | InAs nanocrystal growth on Si (100)[END_REF][START_REF] Cirlin | Formation of InAs quantum dots on a silicon (100) surface[END_REF][START_REF] Zhao | Growth and characterization of InAs quantum dots on Si(0 0 1) substrates[END_REF] , AlSb [START_REF] Balakrishnan | Growth mechanisms of highly mismatched AlSb on a Si substrate[END_REF] have been reported successfully grown on silicon. However, most III-V compounds present large lattice mismatch with silicon, for example, 4% for GaAs and 8% for InP, which results in quite a large density of treading dislocations. [START_REF] Fang | Gallium arsenide and other compound semiconductors on silicon[END_REF][START_REF] Bartenlian | Nucleation and growth of gallium arsenide on silicon[END_REF] The luminescence efficiency and longlife performance of optical devices will be strongly reduced by these defects.

Gallium phosphide (GaP), an indirect band gap semiconductor material, due to the very small lattice mismatch with Si (0.37% at room temperature), has been proposed as an ideal buffer material grown on silicon substrate to overcome the problem of misfit dislocations. Incorporation of other substance like Indium(In), Arsenic(As) and Nitrogen(N) enables the modification of band structure to create novel direct band gap materials lattice-matched to GaP, making GaP/Si platform an efficient pseudo-substrate allowing monolithic integration of direct band gap III-V semiconductors towards Si substrate.

Yonezu and co-workers at the University of Toyohashi in Japan demonstrated the heteroepitaxial growth of GaAsPN and GaNP layers on Si substrate covered with a thin GaP initial layer of high structural perfection. [START_REF] Yonezu | Control of structural defects in group III-V-N alloys grown on Si[END_REF] A Dislocation-free double heterostructure InGaPN/GaPN light-emitting diode (LED) grown on Si by solid source molecular beam epitaxy (SS-MBE) [START_REF] Moon | Dislocation-Free InxGa1-xP1-yNy/GaP1-zNz Double-Heterostructure Light Emitting Diode on Si Substrate[END_REF] and a Si/GaP/GaPN/GaP/Si structures for OEICs by two chamber MBE [START_REF] Furukawa | Growth of Si/III-V-N/Si structure with two-chamber molecular beam epitaxy system for optoelectronic integrated circuits[END_REF] were also obtained by their group. Volz and his group from Philipps-University in Marburg (Germany) has achieved the defect free GaP nucleation on Si, [START_REF] Volz | GaP-nucleation on exact Si (001) substrates for III/V device integration[END_REF] and the growth of Ga(NAsP) multi-quantum wells on GaP substrate without any formation of misfit dislocations by metal organic vapor phase epitaxy (MOVPE). [START_REF] Kunert | Direct-band-gap Ga(NAsP)-material system pseudomorphically grown on GaP substrate[END_REF][START_REF] Kunert | Correlation between hetero-interface properties and photoluminescence efficiency of Ga(NAsP)/(BGa)P multi-quantum well structures on (001) Si substrate[END_REF] Grassman et al. from the Ohio State University also reported the growth of GaP thin films on Si substrates without any defects, using MBE [START_REF] Grassman | Control and elimination of nucleation-related defects in GaP/Si(001) heteroepitaxy[END_REF] or metal organic chemical vapor deposition (MOCVD) [START_REF] Grassman | Nucleation-related defect-free GaP/Si(100) heteroepitaxy via metalorganic chemical vapor deposition[END_REF][START_REF] Ratcliff | High temperature step-flow growth of gallium phosphide by molecular beam epitaxy and metalorganic chemical vapor deposition[END_REF] .

Our laboratory is skilled in growing GaP-based optical devices such as InP/GaP quantum dots (QDs) [START_REF] Guo | First step to Si photonics: synthesis of quantum dot light-emitters on GaP substrate by MBE[END_REF] , GaAsP(N)/GaP(N) quantum wells (QWs) [START_REF] Robert | Room temperature operation of GaAsP(N)/GaP(N) quantum well based light-emitting diodes: Effect of the incorporation of nitrogen[END_REF] , GaP/GaAsPN/GaP PIN diodes [START_REF] Durand | Monolithic Integration of Diluted-Nitride III-V-N Compounds on Silicon Substrates: Toward the III-V/Si Concentrated Photovoltaics[END_REF] , etc., as well as Ultra High Vacuum Chemical Vapor Deposition (UHVCVD) MBE growth of GaP on Si [START_REF] Quinci | Defects limitation in epitaxial GaP on bistepped Si surface using UHVCVD-MBE growth cluster[END_REF] . The aim of the thesis work is the structural analysis and development of analytical methods for the structural improvement of the GaP/Si platform, mainly focusing on the characterization of crystal defects such as microtwins and antiphase domains using X-ray diffraction, combined with complementary microscopic techniques. The dissertation is organized as following:

Chapter 1 describes some crystal defects commonly presented in heteroepitaxial thin layers such as the stacking faults (SF), microtwins (MT), antiphase domains (APD), lattice strain and relaxation, mosaic tilt, etc. Then basic principles and techniques of X-ray scattering are introduced, including reciprocal space map, ω/2θ scan, ω scan, and pole figures. Finally, crystal defect behaviors in reciprocal space and their characterization by X-ray diffraction are briefly presented.

Chapter 2 briefly introduces the Si substrate surface cleaning and the heteroepitaxial growth of GaP/Si thin layers in the UHVCVD-MBE chamber, the X-ray diffraction setups using Synchrotron and laboratory sources, and complementary microscopy techniques for structural analyses such as the Atomic Froce Microscopy (AFM), Transmission Electron Microscopy (TEM) and Scanning Tunneling Microscopy (STM).

Chapter 3 is dedicated to the development of MT quantification methods, aiming to improve the GaP/Si platform structural properties through the growth condition optimization. Two quantification methods are developed using X-ray diffraction pole figures and rocking-curve scans, in order to measure the MT volume fraction. These methods, along with complementary microscopy techniques, are used to optimize the growth conditions involving growth temperature, Migration Enhanced Epitaxy (MEE) procedure and two-step growth sequence. Quasi MT-free GaP/Si pseudo-substrates have been obtained after growth optimization.

Chapter 4 presents the evaluation of antiphase domains, based on the analyses of X-ray diffraction reciprocal space images and TEM techniques. Si substrate surface preparation and growth parameters like growth temperature, Ga coverage at the initial growth stage and use of AlGaP marker layers are optimized to improve the GaP/Si interface quality and to reduce the APDs density. The APD formation and annihilation mechanisms related to the growth conditions are also discussed.

Finally, Chapter 5 summarizes all the results obtained during the thesis, including the structural analyses of the GaP/Si layer and the optimization of growth parameters towards the defect elimination. Moreover, some perspective works based on experiments of Coherent Bragg Imaging and Nanodiffraction microscopy are briefly introduced, along with the preliminary analyses, providing new analytical means to a complete structural evaluation of the GaP/Si platform.

Chapter 1 Advanced X-ray scattering on crystal defects

Why and how can we use X-ray scattering to investigate the crystal structure of the GaP epitaxial layers? The first part provides a brief introduction to the common crystal defects like point defects, dislocations, stacking faults, twin boundaries and antiphase boundaries. Then the introduction is extended to the structural figures and defects encountered in the GaP/Si heteroepitaxial system such as strain and relaxation, misfit dislocations, mosaic tilt, microtwins, as well as antiphase domains. In the second part, Xray scattering principles and reciprocal space are presented: the construction of the Ewald Sphere and different typical ways of reciprocal space exploration such as linear scans, reciprocal space maps, pole figures, etc. Finally, based on the representation of the real space structure in reciprocal space, some practical examples are given on the characterization of heteroepitaxial thin layer structure by X-ray scattering.

Crystal defects in heteroepitaxial thin layers 1.Crystal defects

A crystal is composed of regular repetition of atoms or molecules in all directions. The smallest group of atoms or molecules that is repeated is called the unit cell. The periodic arrangement framework is called the crystal lattice and each lattice point is associated with a unit cell. Therefore, one of the main properties of a crystal is the long-range order. However, perfect crystal doesn't exist in nature. Crystal defects are atomic arrangement mistakes that break the long-range order and may involve: single atoms (point defects), row of atoms (linear defects), plane of atoms (planar defects) and bulk of atoms (volume defects).

a Point defects

Point defects occur when an atom is missing or irregularly placed in the lattice structure. There are several types of point defects, as shown in Figure 1.1. Vacancies are lattice sites which should be occupied by an atom, but are vacant. They are present at an equilibrium concentration in all crystalline materials at any temperature. [START_REF] Ehrhart | Properties and interactions of atomic defects in metals and alloys[END_REF] In most cases the solid diffusion in crystal is dominated by vacancies since an empty site is needed as target for the diffused atom. Besides vacancies, self-interstitial atoms are another type of intrinsic defects appearing in a pure material, when an atom occupies a lattice site that should be empty. They are found in several metals and semiconductors like Si [START_REF] Watkins | Native Defects and their Interactions with Impurities in Silicon[END_REF] in low concentrations because they result in high stress and high energy state around them.

Extrinsic defects are caused by foreign atoms. Small atoms such as carbon, nitrogen, hydrogen and oxygen usually fill in an interstitial site since they introduce less distortion to the lattice. These are called interstitial impurities and are very common in solid solutions and alloys. For example, dilute nitride III-V-N semiconductor alloys have been widely studied because of their electronic and optoelectronic properties. Among them, GaP(N) is created based on GaP and changes the band gap characteristic of GaP, which makes it possible to use the indirect-gap GaP/Si thin film platforms in photonic and photovoltaic applications. edge dislocation and screw dislocation, but in most case they exist as a combination of both types and form a "mixed dislocation". Edge dislocation, as shown in Figure 1.2 a), can be considered as the insert of an extra half-plane of atoms in the crystal. The termination of the half-plane is called a dislocation line, where the surrounding interatomic bonds are strongly distorted. The direction and magnitude of the lattice distortion is represented by the Burgers vector b, [START_REF] Callister | Fundamentals of Materials Science and Engineering[END_REF] that is defined as the vector linking the start point to the end point of a clockwise "rectangle" that is not closed around the dislocation line but should be otherwise closed in a perfect crystal lattice, as indicated by the red lines in It is more difficult to visualize the screw dislocations. The screw dislocation can be created by applying a shear stress to the bloc of crystal, in order to slice the bloc along an atomic plane, stop at the dislocation line, and displace one part by a Burgers vector b parallel to the dislocation line. When the applied shear stress is increased, the atoms bonds at the dislocation line are broken, the dislocation line moves towards the direction perpendicular to b and the bloc is finally plastically deformed. Figure 1.3 shows a typical screw dislocation in a three-dimensional view. In III-V semiconductor thin films epitaxially grown on Si substrate, the most commonly linar defects are the misfit and treading dislocations due to the lattice mismatch between the III-V material and the Si. The GaP is dedicated to prevent these dislocations, because the very small lattice mismatch.

c Planar defects

Planar defects mainly include stacking faults, grain boundaries and antiphase boundaries.

Stacking faults are found especially in close-packed structures where atomic layers are arranged obeying a certain stacking order. Let's note the first layer configuration as A.

When stacking the second layer B, the atoms cannot be arranged directly one on top of another, but over the depressions of the first layer. The third layer can be placed so that the atoms are directly above those of the layer A, to form the ABABAB sequence order as shown in Figure 1.4 a). This is a hexagonal close packed structure (HCP). Otherwise, they can arrange themselves as configuration C (Figure 1.4 b), to form the ABCABCABC sequence order. This is a face centered cubic structure (FCC). When the long-range stacking sequence is disrupted and becomes for example ABC BCABC or ABC * BABC, there is a stacking fault. The former, where a plane C is missing, is called an intrinsic stacking fault and the latter, where an extra * B plane is inserted, is called an extrinsic stacking fault. It is important to introduce the Shockley partial dislocations when discussing the stacking fault. A perfect dislocation may decompose into two partial dislocations if the energy state of the sum of the partial dislocations is lower than that of the original one.

Figure 1.5 a) shows the first two (1-11) layers compactly stacking in the direction of [1-11] for the FCC structure or b 2 in the (1-11) plane. When a shear stress is applied, instead of forming a perfect dislocation b which results in the sequence order AB CABCABC in the [1-11] direction (Figure 1.5 b) left), it is energetically preferable to slip into two partial dislocations and therefore creating the stacking faults such as AB|ABCABC [START_REF] Pohl | Epitaxy of Semiconductors[END_REF] (Figure 1.

b) left).

There is a special stacking fault named twin, whose main characteristic is the mirror symmetry of the stacking sequence, just like ABCABCA|ACABC, as shown on the hith resolution TEM image of a GaP layer [START_REF] Yamane | Growth of low defect density GaP layers on Si substrates within the critical thickness by optimized shutter sequence and post-growth annealing[END_REF] High resolution TEM image of the GaP layer. Open circles labeled with ABC show stacking order along the [111] direction. The CAAC sequence corresponds to a four monolayer twin domain, with its boundaries indicated by the blue lines. [START_REF] Yamane | Growth of low defect density GaP layers on Si substrates within the critical thickness by optimized shutter sequence and post-growth annealing[END_REF] Phase boundaries are interfaces separating two crystal grains of same chemical composition but of different crystal structures. One of the very common phase boundaries is the antiphase boundary. Antiphase boundaries have been discovered in sphalerite (also called zinc blende) structure [START_REF] Holt | Antiphase boundaries in semiconducting compounds[END_REF] 

d Volume defects

Volume defects are small regions in the crystal where defects are present, such as voids that can be thought of clusters of vacancies, precipitates that are small bulks of accumulated impurities. In my thesis, we are only interested in the antiphase domains and twinned domains, formed from the antiphase boundaries and twin boundaries.

Defects in hetoroepitaxial GaP/Si thin layers

Epitaxy is the growth of a crystalline overlayer of one material, or compound, on the crystalline surface of another crystalline material, or compound, such that the in-plane crystalline orientation of the overlayer is well-defined with respect to the in-plane crystalline orientation of the substrate. It is commonly used in the high quality growth of integrated crystalline layers or nanostructures, especially for compound semiconductors.

Homoepitaxy consists in the epitaxial growth of a layer composed of the same material as the substrate, whereas heteroepitaxy consists in the epitaxial growth of a material different from the substrate, such as the growth of GaP thin films on silicon substrate. Besides the common defects discussed above, and due to the presence of an interface (both structural and chemical), heteroepitaxial layers may display some specific crystalline defects, owing to the lattice mismatch, misorentation, interface quality, etc.

a Lattice strain of the epilayer From Figure 1.8, we can easily see that all the most commonly used cubic III-V compounds, have a lattice constant much larger than the silicon one.

Figure 1.8 Band Gap energy versus lattice constants for silicon and most common III-V semiconductors Table 1.1 lists some basic parameters of the GaP and the Si that are useful for the following discussions. The lattice mismatch is defined by Equation 1-1 [START_REF] Ayers | Heteroepitaxy of semiconductors : theory, growth, and characterization[END_REF] , with a f and a s being the lattice constant of respectively the thin film and the substrate:

= .
Eq. 1-1

In the case of a GaP thin film heteroepitaxially grown on Si, the lattice mismatch is estimated to be about 0.36% at room temperature and the film material can be elastically strained to accommodate the lattice parameter of the substrate under the critical thickness (defined in the following), as shown in Figure 1.9 a) and in Figure 1.10 a). We call this growth mode "coherent growth" or "pseudomophic growth". This is the case of the GaP grown on Si at the initial stage of growth.

For GaP pseudomophically grown on nominal Si(001) substrate, the strain of the GaP lattice structure is tetragonal (Figure 1.9 a)). Assuming and // the strain in vertical and lateral directions: = , // = , Eq. 1-2

According to the elastic theory:

= -// , Eq. 1-3

where C 12 and C 11 are elastic constants of GaP. With a f =0.54506 nm, a s =0.54309 nm, C 11 =140.5 GPa, C 12 =62.03 GPa, for fully strained GaP is calculated to be 0.5467 nm. In case of vicinal Si substrate misoriented by α°, the lattice deformation is triclinic. If the lattice mismatch is small, this deformation can be characterized by the angle δα (the tilt angle between the [001] orientation of GaP and that of Si) and is calculated using the following equation: [START_REF] Takagi | Lattice relaxation process and crystallographic tilt in GaP layers grown on misoriented Si(001) substrates by metalorganic vapor phase epitaxy[END_REF] = -/ !

Eq. 1-4

For α = 6°, δα is calculated to be 0.041°. This value is quite small and can be neglected.

Therefore, the ou-of-plane lattice parameter of GaP epilayer growth on Si substrate misoriented of 6°, is considered to be the same as the GaP grown on nominal substrate, that is, 0.5467 nm.

b Lattice relaxation and misfit dislocation

For III-V materials with larger lattice mismatch with the Si, or as the GaP film thickness increases, the rising strain energy exceeds the energy of dislocation formation. It is then energetically more favourable to generate dislocations, in order to relieve the elastic strain, which leads to a relaxation (Figure 1.10 b)). [START_REF] Matthews | Defects in epitaxial multilayers: I. Misfit dislocations[END_REF] This type of dislocation is called the misfit dislocation. The growth thickness beyond which the plastic relaxation occurs through the introduction of misfit dislocations is called the critical thickness. For the GaP/Si(001) system, the critical thickness is estimated to be about 90 nm by Soga [START_REF] Soga | Dislocation generation mechanisms for GaP on Si grown by metalorganic chemical vapor deposition[END_REF] , between 45 nm and 95 nm by Takagi [START_REF] Takagi | Lattice relaxation process and crystallographic tilt in GaP layers grown on misoriented Si(001) substrates by metalorganic vapor phase epitaxy[END_REF] , and 64 nm by Skibitzki [START_REF] Skibitzki | GaP collector development for SiGe heterojunction bipolar transistor performance increase: A heterostructure growth study[END_REF] . GaP layer grown on Si below the critical thickness is theoretically fully strained and free of misfit dislocations. It has to be noticed that most of the GaP layers studied in this thesis has a thickness small enough to prevent the misfit (threading) dislocatios, as well as micro-cracks due to the difference of thermal expansion coefficients between the GaP and the Si.

c

Mosaicity characteristics

The heteroepitaial thin layers usually consist of small single-crystalline blocks, typically of size of a few micrometers, which are randomly slightly misoriented with respect to each other. We call this mosaicity in crystal, as shown in Figure 1.12. The average sizes of the mosaic blocks in vertical and lateral directions are called coherence lengths. Out-of-plane rotation perpendicular to the layer surface is called "mosaic tilt" and in-planed rotation around the surface normal is "mosaic twist". In practice, the vertical coherence length is commonly determined by the layer thickness in heteroepitaxial layers, and the lateral one is related to the planar defects. 

Antiphase domains and antiphase boundaries

The APDs in GaP on Si were firstly observed by Morizane on Si substrate oriented in the [100] and [110] directions, [START_REF] Morizane | Antiphase domain structures in GaP and GaAs epitaxial layers grown on Si and Ge[END_REF] and were found to be generally formed due to the polaron-non polar materials growth and is favored by the presence of single stepped Si surface or the imperfect coverage of Ga or P at the initial Si surface. [START_REF] Kroemer | Polar-on-nonpolar epitaxy[END_REF] It was suggested that the APDs could be partially avoided via double stepped Si(001) surface, realized by using a vicinal Si substrate with a miscut of a few degrees towards the [110] direction. [START_REF] Fang | Gallium arsenide and other compound semiconductors on silicon[END_REF][START_REF] Grassman | Nucleation-related defect-free GaP/Si(100) heteroepitaxy via metalorganic chemical vapor deposition[END_REF][START_REF] Grassman | Toward metamorphic multijunction GaAsP/Si photovoltaics grown on optimized GaP/Si virtual substrates using anion-graded GaAsyP1-y buffers[END_REF] The APD density in the epilayer could be characterized by APD volume percentage in the whole layer (the APD volume fraction), or the mean distance between two adjacent APBs defined as APD correlation length (CL) as shown in Figure 1.13 a). Indeed, Figure 1.13 a)

schematically presents the emerging APD with APBs emerging to the layer surface, which are detrimental to the surface roughness, efficient tunnel junction for tandem solar cells [START_REF] Durand | Monolithic Integration of Diluted-Nitride III-V-N Compounds on Silicon Substrates: Toward the III-V/Si Concentrated Photovoltaics[END_REF][START_REF] Grassman | Toward metamorphic multijunction GaAsP/Si photovoltaics grown on optimized GaP/Si virtual substrates using anion-graded GaAsyP1-y buffers[END_REF][START_REF] Tea | Theoretical study of optical properties of anti phase domains in GaP[END_REF] and suitable carrier injection across the interface for integrated photonic devices. Therefore, it is of great importance to suppress the APD generation at the GaP/Si interface, or makes them annihilate during the growth. 111), (1-11), (11-1) and (11-1), labelled by their boundaries planes. For example, Figure 1.14 a)

represents the MT (11-1) since their boundaries lye on the (1-11) planes, and with an axis of rotation [11-1]. A more simple notation is given by Skibitzki research group [START_REF] Skibitzki | GaP collector development for SiGe heterojunction bipolar transistor performance increase: A heterostructure growth study[END_REF] 

X-ray scattering in reciprocal space

Reciprocal space and reciprocal lattice point

In real-space, the crystal unit cell can be defined by three basis vectors a 1 , a 2 and a 3 and therefore the lattice points are represented by the vectors

# $ = % & ' ( & ) ( * & + ,
with n 1 , n 2 and n 3 integers. The reciprocal space is defined by a set of basis vectors a 1 * , a 2

i.e. |G| = 1/d hkl . Such reciprocal vector is constructed for each plane (hkl) and the point at the end of each such vector is a reciprocal lattice point (RELP), noted thereafter as: HKL.

All directions in real-space are preserved in reciprocal space. The scale of the reciprocal space, called reciprocal length, is the inverse of the corresponding real-space length. For example, an orthogonal real-space unit cell with basis vectors a 1 = (a, 0, 0), a 2 = (0, b, 0)

and a 3 = (0, 0, c), the reciprocal space vectors are also orthogonal and are respectively a 1 * = (2π/a, 0, 0), a 2 * = (0, 2π /b, 0) and a 3 * = (0, 0, 2π /c). The family of planes diffracts X-rays when the Bragg's condition is satisfied: That is to say, the X-ray diffraction is observed when and only when the scattering vector is a reciprocal lattice vector. This is the Laue Condition, which is exactly equivalent to the Bragg Condition.

Diffraction conditions a

b Ewald Sphere construction

A useful way to find the direction of X-rays diffracted by the crystal and visualize the diffraction in reciprocal space is provided by the Ewald Sphere construction (Figure 1.16).

Let us consider the reciprocal lattice for a given crystal fixed at the origin of the reciprocal space O. Monochromatic X-ray beam arrives on the crystal with an incident angle ω and is scattered. Now, we construct a virtual sphere of radius 1/λ centered at C, such that CO coincides with k i . By definition, the scattering vector S starts at O and points to the sphere surface. When the incident beam changes its direction with respect to the crystal, the sphere rotates around the origin O. According to Laue Condition, the X-ray is diffracted when S is a reciprocal lattice vector, in other words, when the RELP is located at the Ewald Sphere surface. The incident and diffracted angles corresponding to the RELP can be then determined. Moreover, the rotation of Ewald Sphere defines a limiting sphere of radius 2/λ centered at O, which covers the region of reciprocal space accessible to X-rays of a given wavelength λ. Therefore, higher diffraction order can be reached only by using X-rays with higher energy (smaller wavelength). 

Reciprocal space map and line profile scans

The characterization of crystal properties by X-ray scattering can be realized by the 

Pole figure

A conventional symmetric ω/2θ scan permits investigating only the planes oriented parallel or nearly parallel to the thin-film sample surface, or in other words, the planes whose normal n coincides the scattering vector, as shown Figure 1.18 a). For tilted planes that are oriented in other directions, there are two ways to bring the normal vector into the scattering vector direction. The first way is illustrated in Figure 1.18 b), consisting of a ϕ rotation to bring the plane normal n onto the scattering plane (∆ϕ =0 if n is initially in the scattering plane, which is the case in the figure), which is followed by a ω scan to bring n parallel to the scattering vector (here ∆ω=α). This is a conventional asymmetric ω/2θ scan and it is performed with a Bragg-Brentano diffratometer, with a linear source, while the direction distribution accessible with this method is small. It is commonly used when the orientation direction is given, for example, in the study of lattice parameter of GaP layer grown on a Si(001) substrate misoriented of 6° towards the [110] direction. Another method, as illustrated in Figure 1.18 c), can be considered as turning the n firstly by a ϕ rotation then make a ψ rotation (rotation perpendicular to the scattering plane). So this time ∆φ=90° and ∆ψ=α. This method requires a 4-circle diffractometer with a point Although the spherical representation is obvious to understand, it is always preferential to work with a 2D representation of (ϕ,ψ) coordinates for convenience, in condition that all the angle relationships between planes can be conserved. Hence, the stereographic projection is commonly employed, using the equatorial plane as projection plane. Figure 1.21 describes the stereographic projection principle of all the poles in "northern hemisphere". For any pole P at the reference sphere, when being linked with the South Pole, the piercing point P' is considered as its projection on the equatorial plane, which is characterized by the initial azimuth angle ϕ and the distance r from the sphere center. The relationship between r and ψ can be described by the Equation 1-7.

E = F • G 2 H
Eq. 1-7 Therefore, the traditional 00L ω/2θ scans along the longitudinal direction, is sensitive to the variation of lattice parameter in the out-of-plane direction due to the lattice strain, while the 00L transverse scans on the perfect thin layers grown along the [00L] direction should display a very thin peak, and any defect (such as small crystallites, lattice misorientation ("tilt") and planar defects) that disturbs the lateral long range order brings a broadening effect on the transverse scans.

Determination of epilayer strain and relaxation

The strain status of the epilayer can be revealed through the alignement of the substrate reciprocal lattice point and that of the epilayer in a reciprocal space map (RSM), taking into consideration that the lattice parameter of the epilayer is changed to accommodate that of the substrate in case of fully strained. Figure 1.23 a) shows a 004 RSM from a 20-nm-thin GaP/Si sample. [START_REF] Guo | Thermodynamic evolution of antiphase boundaries in GaP/Si epilayers evidenced by advanced X-ray scattering[END_REF] The red cross and the black spot represent respectively the center of the Si and GaP reflection spots. They are well aligned in the lateral direction (S // ), indicating that the GaP epilayer is fully strained. If fully relaxed, the position of the GaP will be shifted towards the upper-left side, as marked by the black star. Indeed, the 004 RSM is sensitive to out-of-plane strain while the 224 RSM is sensitive to the in-plane lattice parameter. [START_REF] Guo | Thermodynamic evolution of antiphase boundaries in GaP/Si epilayers evidenced by advanced X-ray scattering[END_REF] We can also estimate the strain status from 00L ω/2θ scans, by simply taking into account the lattice parameter of the epilayer in the out-of-plane direction. For example, as calculated in the section 1.1.2, the lattice constant of fully strained GaP is 0.5467 nm in the [001] direction, a little greater than the theoretical (fully relaxed) value 0.54506 nm. Figure 1.24 shows the ω/2θ scan profiles of specular 004 diffraction from a series of GaP/Si layers. [START_REF] Takagi | Lattice relaxation process and crystallographic tilt in GaP layers grown on misoriented Si(001) substrates by metalorganic vapor phase epitaxy[END_REF] Knowing that the X-ray wavelength λ=0.1540562 nm, 2θ relaxed and 2θ strained are calculated to be respectively 68.84° and 68.61°, according to the Bragg's Law.

The 2θ position of the fully relaxed GaP is indicated by a dashed line for easier determination: for samples whose GaP peak is located at the left side of the line, the strain is compressive and the epilayer is strained; for those with a GaP peak at the right side of the line, the strain is tensile and there is relaxation in the layer. Notice that the peak position of the 45 nm thin layer is found to be slightly less than the theoretical fully strained position 68.61°, this disagreement may be originated form the experimental adjustement. 

Evaluation of lattice misorientation

The heterepitaxial GaP on Si layers may consist of small "mosaic blocks" with rotational misorientation (or "tilt") relative to one another, as shown in Figure 1.25 a).

Therefore the normal directions to the crystallographic planes of same index in different blocks are distributed within a "tilt" angle [START_REF] Ayers | Crystallographic tilting of heteroepitaxial layers[END_REF] . These blocks are much larger than the spatial coherence length in XRD experiments (order of magnitude: 1 µm in this case) and thus scatter X-rays incoherently with respect to each other. [START_REF] Darwin | The reflexion of X-rays from imperfect crystals[END_REF][START_REF] Miceli | X-ray scattering from rotational disorder in epitaxial films[END_REF] The reciprocal space (S // , S ⊥ ) being defined along the directions parallel to the layer surface and its normal, a dispersion on S ⊥ is seen within a small angle, resulting in a broadening on the diffraction peak ∆ω M , as depicted in the Figure 1.25 b), and this broadening contribution is more evident on high index reflections. [START_REF] Herres | Effect of interfacial bonding on the structural and vibrational properties of InAs/GaSb superlattices[END_REF] Whereas the broadening due to the crystallite size (here the average lateral size of the bloc) is constant on any reflections. Therefore, the tilt angle along with the average crystallite size in the direction parallel to the layer surface can be evaluated via the decomposition of the ω scan peak broadening of 00L reflections, that is, the Williamson-Hall method, as proposed by Williamson and Hall in 1953. A more detailed derivation can be found in the APPENDIX of ref. [START_REF] Herres | Effect of interfacial bonding on the structural and vibrational properties of InAs/GaSb superlattices[END_REF] .

Measurement of layer thickness

The layer thickness is another important parameter of the thin layer. The determination of layer thickness is based on the coherent interference between the layer surface and the layer/substrate interface. Considering an epitaxial layer with flat interface with good parallelism and few distortion, interference fringes can be observed in the scattering pattern. The layer thickness L can be determined using the he angular separation between the corresponding thickness fringes, which is given by the following expression, in the case of a specular reflexion: [START_REF] Holý | High-Resolution X-Ray Scattering from Thin Films and Multilayers[END_REF] ∆ > K = ? with m the fringe order and S m its position. Figure 1.26 shows a 004 ω/2θ scan profile of a 100-nm-thin GaPN/GaP sample [START_REF] Nguyen Thanh | Silicon photonics based on monolithic integration of III-V nanostructures on silicon[END_REF] . This is a very typical profile of heteroepitaxial layer, basically composed of a substrate peak, a layer peak and the thickness fringes. The layer thickness measured from the figure is about XRD 004 ω-2θ scan profile displaying thickness fringes, the layer thickness is measured to be 114 nm for a 100 nm-thin GaPN/GaP film. 86

Observation of MTs in reciprocal space

All the above analyses are based on the study of the reciprocal lattice characteristics of the epilayer. Now let's consider the MTs, being regarded as 180° rotation of the {111}type nominal crystal planes along a [111] type axes. In reciprocal space, the twinning effect produces new reflection spots as schematically depicted in Figure 1.27. The green streaks correspond to the rotation of the nominal lattice point around the [11-1] axis, indicating the additional reflections due to the MT-A, whose boundaries are limited by (11-1) planes. The elongation of the spot along the [11-1] direction comes from the fact that the MT domain is a thin "platelet" with (11-1) boundaries. In the same way, the orange streaks correspond to the MT-C. The MT-B and the MT-D can be seen in the plane defined by the [001] and [1-10] vectors. 

Summary

Perfect crystal doesn't exist. Variant crystalline defects can be generated in heteroepitaxially grown thin layers, involving strain and relaxation, misfit and treading dislocations, mosac tilt, microtwins and antiphase domains. The X-ray diffraction is shown to be a powerful technique in investigating the epilayer structure. Different techniques consisting of ω scan, ω/2θ scan, reciprocal space mapping, pole figure are widely used in measurement of strain status, mosaic tilt angle, epilayer thickness and other structural parameters. On this basis, we are able to develop analytical methods to evaluate the structural quality of the GaP/Si layers, especially the MT and APD densities. These analyses, combined with complementary microscopic measurements, lead to a complete understanding of structural qualities of the GaP/Si layers.

Chapter 2 GaP/Si growth and characterization techniques

This chapter presents the experimental supports of the thesis work. Firstly I will give a description on the GaP/Si samples growth, including the Si substrate, the Si surface preparation, the homoepitaxial growth of Si buffer layer and the heteroepitaxial growth of GaP layers. According to Chadi's notation, [START_REF] Chadi | Stabilities of single-layer and bilayer steps on Si(001) surfaces[END_REF] we distinct two types of steps for both single-layer (S) We have λ(D B ) < ( λ(S A ) + λ(S B )) < λ(D A ), therefore, D B double steps with the surface dimerization parallel to the step edge are more energetically stable, which is also consistent with the calculation by Oshiyama [START_REF] Oshiyama | Structures of Steps and Appearances of {311} Facets on Si(100) Surfaces[END_REF] and the experimental observations. [START_REF] Bringans | Surface bands for single-domain 2 × 1 reconstructed Si(100) and Si(100):As. Photoemission results for off-axis crystals[END_REF][START_REF] Chabal | Surface Infrared Study of Si(100)-(2×1)H[END_REF] Althouth energetically favorable, the formation of D B double steps strongly depends on the miscut angle and the surface preparation (chemical cleaning, thermal treatement and homoepitaxial growth of Si buffer layer, etc.) Actually, the 4 degrees miscut has already been studied in our laboratory [START_REF] Nguyen Thanh | Silicon photonics based on monolithic integration of III-V nanostructures on silicon[END_REF][START_REF] Guo | Heterogeneous MBE growth of GaP on Silicon and nanostructure for integrated photonics[END_REF] and it turned out to be not sufficient for obtaining a perfect double stepped surface, therefore, most of the samples studied in my thesis are grown on the Si(001) substrate misoriented of 6°. The Si surface cleaning procedures have been optimized by Tra Thanh Nguyen during his thesis (Foton, Insa Rennes) [START_REF] Nguyen Thanh | Silicon photonics based on monolithic integration of III-V nanostructures on silicon[END_REF] and will be briefly introduced in the next part. The growth of Si buffer layer is one of the important parameters to be studied in this thesis and will be discussed in Section 4.2.2.

Si surface cleaning

Si is a very reactive material and contaminants such as carbon, oxide, metallic and organic impurities are easily formed on Si surface during the fabrication and storage process. Contaminants on the surface may act as a preferential nucleation site and result in high defect density in the compound semiconductor layer [START_REF] Ishizaka | Low Temperature Surface Cleaning of Silicon and Its Application to Silicon MBE[END_REF][START_REF] Kern | The Evolution of Silicon Wafer Cleaning Technology[END_REF] . Smooth and contaminantfree Si surface is a key point to the successful epitaxial growth of III-V materials on Si to limit the defect generation. Evaluating the cleanliness of a chemical preparation is not straightforward. Fortunately the Chemical Vapor Deposition (CVD) technique is dramatically sensitive to substrate surface contamination. Even low contaminant density results in a highly rough and pitted surface after a homoepitaxial growth. The efficiency of the silicon surface preparation can be thus investigated by post-growth surface morphology characterization of silicon buffer layers.

Firstly a cleaning process based on the standard Radio Corporation of America (RCA) process [START_REF] Kern | The Evolution of Silicon Wafer Cleaning Technology[END_REF] and called herein the "modified RCA process" has been applied. The main steps of the process are listed in Table 2.2. [START_REF] Németh | Transmission electron microscopic investigations of heteroepitaxial III/V semiconductor thin layer and quantum well structures[END_REF] The sample is firstly dipped in the NH The last 4 steps are repeated 5 times using new HF solution with the same concentration. Finally, the wafer is immersed in a new HF bath and is loaded to the reactor.

We have discussed and report the influence of the surface cleanness on the quality of the GaP layer and the GaP/Si interface. [START_REF] Wang | Abrupt GaP/Si hetero-interface using bistepped Si buffer[END_REF] As shown in the cross-sectional scanning electron microscopy (SEM) image (Figure 2.4 a)) the modified RCA process followed by 150 nm Si homoepitaxial layer leads to a pitted surface, displaying a flat bottom surface whose depth corresponds to the epitaxial layer thickness. The inclined edges of the groove, showing a constant angle value of 25° with the mean surface, indicate the (113) crystal facets. These grooves, also observed in the inserted AFM image, result in a very high r.m.s. surface roughness of 48 nm. This evidences the presence of contaminants at the substrate surface [START_REF] Chollet | epitaxy by low-temperature UHV-CVD: AFM study of the initial stages of growth[END_REF] , which prevent any subsequent high-quality epitaxial growth. GaP/Si interface is quite diffuse with localized bright areas which are attributed to the presence of contaminants at the Si surface. The nature of the contaminants has not been determined, but is usually assumed to be carbon or oxygen atoms. [START_REF] Nayak | In situ RHEED and AFM investigation of growth front morphology evolution of Si(001) grown by UHV-CVD[END_REF] This assumption is supported by various observations made at different scales on samples with different chemical preparations and different III-V regrowth conditions, but not shown here for clarity. In this situation, large packets of MTs are generated from these disturbed zones and emerge to the GaP surface, which has been also observed on different parts of different samples.

We attribute these observations to the numerous wet chemical steps used in the modified RCA process. This likely increases the exposure of the silicon surface to non-intentional contaminations, if the purity of the chemical solutions and the chemical environment is not perfectly controlled.

In order to limit the exposure of silicon to chemical solutions and improve the cleaning effect, a second method called "optimized HF process" has been developed, as described in Table 2.3. A first dipping in HF 1% bath for 90 seconds for native oxides removal is followed by an exposure under UV/O 3 during 10 minutes to remove carbon, organics and metal particles removal, but this second steps results in the SiO 2 layer formation. The process is finished by a final HF (1%) dipping for 90 seconds, in order to remove the SiO 2 layer and promote a hydrogen passivated surface that is believed inert to atmospheric contamination for 10 min or more [START_REF] Meyerson | Low-temperature Si and Si:Ge epitaxy by ultrahigh-vacuum/chemical vapor deposition: Process fundamentals[END_REF] . This process is similar to that reported by Takahagi et al. who claimed successful achievement of clean and carbon-free silicon surface, 100 and already proved its efficiency for III-V/Si growth. [START_REF] Quinci | Defects limitation in epitaxial GaP on bistepped Si surface using UHVCVD-MBE growth cluster[END_REF]101 Figure 2.4 c) shows the crosssectional SEM and AFM images of the Si homoepitaxial layer grown on the "optimized HF process" cleaned substrate. The epilayer is smooth without any detectable defects (pits, holes, grooves) and with a r.m.s. roughness around 0.3 nm. This indicates that the substrate surface was efficiently cleaned before Si growth. 

Heteroepitaxial growth of GaP thin layers on Si

The epitaxial growth is realized in an Ultra-High-Vacuum Chemical Vapor Deposition (UHVCVD) -Molecular Beam Epitaxy (MBE) cluster developed and installed in laboratory FOTON-OHM/INSA since 2010. [START_REF] Quinci | Defects limitation in epitaxial GaP on bistepped Si surface using UHVCVD-MBE growth cluster[END_REF] The Riber UHVCVD reactor dedicated to IV group element growth is connected by a UHV tunnel maintained at 10 -9 Torr to the The UHVCVD reactor for group IV growth is linked to the MBE reactor for group III-V growth by a UHV transfer tunnel maintained at 10 -9 Torr. [START_REF] Quinci | Defects limitation in epitaxial GaP on bistepped Si surface using UHVCVD-MBE growth cluster[END_REF] For samples with GaP directly grown on Si, freshly prepared Si substrates are loaded into the MBE chamber, heated at 800°C during 5 minutes for dehydrogenation and cooled down to GaP growth temperature.

For samples with Si buffer layer prior to GaP growth, the substrates are introduced to the UHVCVD chamber after chemical preparation and heated to 800°C (heater on the sample holder) under a residual atmosphere of silane at about 10 -6 torr. The homoepitaxial Si layer is deposited using silane (SiH 4 ) injected through a mass flow/Baratron flux/pressure controller and the pressure is fixed at 6.10 -3 Torr, with 10 min annealing before cooling down. The Si/Si substrate is then transferred under UHV to the MBE growth chamber for GaP overgrowth.

The Ga is generated from conventional Knudsen effusion cells containing pure metal solid source and the P is provided by valved-cracker cells (P 4 ). Two growth modes are applied. The first one is the traditional Molecular Beam Epitaxy (MBE) growth where the Ga and the P are simultaneously supplied, and the growth rate is controlled by the Ga flux.

The Ga and P flux have already been optimized before this thesis, so that for most samples described hereafter, the Ga flux is in the order of 1.1×10 -7 torr and the P flux is in the order of 1.1×10 -6 torr. The second mode is called Migration Enhansed Epitaxy (MEE) consisted of alternated Ga and P deposition. Two important characteristics of the MEE mode is the growth rate expressed by monolayer (ML) per second and the Ga amount per cycle that will be discussed in detail in Chapter 4.

X-ray diffraction setups

X-ray diffraction experiments have been carried out on lab setup and using Synchrotron Radiation at European Synchrotron Radiation Facility (ESRF) in Grenoble (France). Despite different X-ray sources and optical configurations, unique notation of surface azimuths has been defined to study the effects of substrate misorientation on MT formation: the first azimuth (noted hereafter as "az1" or "az φ = 0") with the incident Xray beams onto the (001) plane is parallel to the [-1-10] direction, and the second azimuth (noted as "az2" or "az φ = 90") with the incident beams parallel to the direction [-110]. Notation of two azimuths: az1at φ=0° and az2 at φ=90°. 

Laboratory X-ray diffraction

Synchrotron X-ray diffraction

Synchrotron X-ray diffraction experiments have been performed at BM02 -the D2AM French CRG Beamline. The beamline working energy is set at 16 keV, providing X-rays of wavelength 0.07749 nm, in order to reach the higher diffraction orders like 008 and 0010. Figure 2.10 presents the basic optic, consisting of a two crystal monochromator with sagittal focusing (mainly Si (111) but Si (311) is available), located between two cylindrically bent mirrors in a compact arrangement, with double focusing (3:1). The typical angular divergences are 3×10 -4 rad at vertical direction and 3×10 -3 rad at horizontal direction for a beam size of 3×30 mm 2 on the monochromator. The point focusing of the beam on the sample can be less than 0.3×0.3 mm 2 . The sample can be oriented through 4 circles of the instrument which can be defined both as physical axis or virtual Eulerian ones and the detection line uses 2 circles. The scattering plane is vertical.

• MU: sample rotation around a vertical axis (z).

• ETA: virtual eulerian angle: sample rotation around a horizontal axis perpendicular to the incident beam (y). Note that Tsz indicates the horizontal translation along y. • CHI: virtual eulerian angle: sample rotation around x. The sample lies horizontal at chi=90 (its normal is z) and vertical at CHI=0 (its normal is then y).

• PHI: virtual eulerian angle: sample rotation around the sample normal. It is carried by CHI and ETA. At CHI=0, ETA and PHI axis are parallel and horizontal.

• KETA: physical rotation associated with ETA

• KPHI: physical rotation associated with PHI

• KAPP: physical rotation around the Kappa axis.

• NU: horizontal motion of the detector arm to allow measurement out of the polarization plane, its full use needs a special configuration of the experiment control program.

• DEL: vertical motion of the detector arm. It is carried by NU. The detector used in this experiment is a XPAD3 hybrid pixel detector 102 designed with chips using IBM 0.25 µm technology. The wide Si detector is built with 8 modules, with each module consisting in 7 XPAD3 chips of 80×120 pixels. The pixel size is 130 ×130 µm 2 . The counting rate is above 2×10 5 photons/pixel/s, corresponding to more than 2×10 7 photons/mm 2 /s. The detector is combined with a pixel camera, allowing an acquisition of a reciprocal space images within only 300 seconds while it takes more than 5 hours on lab setup to acquire a similar image. Figure 2.12 shows an initial image (on the GaP 004 reflection of a 45 nm-thin GaP/Si sample) taken on the detector. The whole image contains 1148 pixels in X direction and 576 pixels in Y direction. The transform of pixel to reciprocal space coordinate is necessary for appropriate data treatement. For example, one can use the following equations to convert X to the reciprocal space unit ∆S x :
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where θ H is the angular difference between the detector center and the studied point, X the abscissa position of the studied point, X 0 the detector center abscissa, D d-s the distance between the detector and the sample center. 

AFM

AFM is a type of scanning probe microscopy. It is an important tool to study the sample's surface morphology at a high resolution at the atomic scale. AFM operates in two basic modes: tapping mode and contact mode. The main difference is the manner of interaction between tip and the sample: repulsive force for contact mode, and alternation of repulsive and attractive forces for tapping mode. All of the measurements in this thesis have been performed on contact mode on a 2007 Veeco Innova AFM setup in laboratory FOTON-OHM, allowing 100×100 µm 2 images with maximum depth amplitude of about 6 µm.

TEM and STEM

TEM is a microscopy technique whose basic working principles are same as the optical microscopy but uses electron beams instead of light. The electron beams pass through the ultra-thin specimen, interact with the internal structure and are scattered by its crystallographic planes in diffraction conditions. An image is then constructed from the information contained in different electron waves, from which we distinguishe two imaging modes:

-Bright field (BF) mode deals with the transmitted direct beam (ie. weakened by the interaction with the specimen) selected by an aperture placed in the back focal plane of the objective lens. In this case, thick areas, heavy atoms and diffracting crystalline areas appear with dark contrast.

-Dark field (DF) mode deals with the scattered beams (or more properly diffracted beams since the scattering is coherent and elastic) selected by placing an aperture in the diffraction plane, the direct beam being blocked. Information on the planar defects or particle sizes can be extracted from the DF image.

Providing sensitive phase contrast, TEM has been widely employed for ex-situ analysis of crystal structures and defects. Moreover, since the wavelength of electrons controlled by acceleration energy is much shorter than the visible light, TEM may achieve resolution below 0.05 nm 103 at magnification of 50 million. This allows to examin the specimen at the atomic scale. The main disadvantage of TEM is that it requires burdensome sample preparation and heavy work in analysis of TEM images.

STEM is a type of TEM but uses a very small probe with focused electron beam to scan over the sample in a raster and the image is formed point by point. The two imaging modes are distinguished in the same way as in the TEM. However, the scattered beams in STEM are mostly incoherent and inelastic, and are selected depending on the angle with the direct beam. The High-Angle Annular Dark-Field (HAADF) imaging is a method which collects electrons of high scattering angle with an annular detector. This technique is highly sensitive to the atomic number of the atoms (Z-contrast) and hence gives information on the chemical composition of the specimen. 

STM

STM is also a microscopic imaging technique, working based on the quantum tunneling effect, usually made of tungsten. When the scanning probe is brought very close to the sample surface, the applied voltage allows the electrons to tunnel through the vacuum between the tip and the surface atoms, and to create tunneling current. The tunneling current is very sensitive to the distance between the tip and the sample. The surface morphology can be therefore recorded by keeping the probe at a constant height and measuring the variation of the current, or keeping the current constant and registering the probe height variation. The advantage of using STM is that it allows surface imaging at the atomic scale. The STM measurements presented in this thesis were performed in collaboration with S. Charbonnier and P. Turban at Institut de Physique de Rennes (IPR) in Rennes, France.

Chapter 3 Quantification of MT density for growth condition optimization

This chapter is dedicated to the development of methods to quantify the MT density using X-ray diffraction, aiming to improve the GaP/Si platform structural properties through the growth condition optimization. Firstly, a brief overview is given on previous synchrotron X-ray diffraction studies on non-optimized samples, displaying a high MT density. Then two methods are developed using an X-ray diffraction laboratory setup to, first, highlight the presence of MT and, second, quantify the MT volume fraction. These analyses, along with surface roughness measurements by AFM and TEM experiments, have allowed understanding the effect of the different growth parameters on the MT generation and, therefore, their successful elimination. Indeed, quasi MT-free GaP/Si pseudo-substrates have been obtained after growth optimization.

Previous MT study on non-optimized GaP/Si samples

The previous work on MT quantification was realized by Tra Thanh Nguyen during his thesis, in FOTON-OHM laboratory, and mainly based on synchrotron X-ray diffraction experiments. 104,105 Moreover, for each variant, a series of 11 images have been captured at increasing ω value with a step size of 0.25°, leading to a ω scan around the center of the RLN ω c . The step size is relatively large, in order to cover the thin and elongated MT spot. When comparing to laboratory X-ray experiments, synchrotron radiation has many advantages such as the possibility to vary the incident wavelength toward small ones that makes possible the study of higher diffraction orders like GaP 008 and GaP 0010, a very high brilliance suitable to visualize very low defect densities inside very thin samples, and rapid image acquisition within several minutes or even several seconds. For instance, these experiments have allowed us to study the very first stages of the GaP growth, at the level of the GaP/Si interface. Moreover, for practical reasons, and complementary to the synchrotron X-ray diffraction, we have developed new analytical methods for MT quantification using laboratory X-ray setup, in the light of the synchrotron analyses results.

Development of new quantification methods

Visualization and evaluation by pole figure method a

Performance of pole figure and visualization of MT

The pole figure method has been developed and already widely used to investigate the twin formation within epitaxial layers like YBaCuO/SrTiO 3 (100) 106 , InP/SrTiO 3 107 , Ge/Si(001) 108 , Si-C/Si(001) 109 , epi-Si/Si(111) 110 , and of course III-V/Si thin films. [START_REF] Skibitzki | GaP collector development for SiGe heterojunction bipolar transistor performance increase: A heterostructure growth study[END_REF]111 Here we develop a new quantification method for MT density evaluation in the GaP/Si epilayers, using the pole figures. As described in Chapter 1 ( Pole figures are performed on the D8 discover diffractometer using low resolution mode (see section 2.2.1 for optics and goniometer setup), with a beam sized 2×2 mm 2 and the detector widely opened in the out-of-plane direction, in order to integrate the maximum of the broadened MT signal. The sample's orientation is initially set at the azimuthal direction opposite to "az1", with the incident X-ray beams parallel to the [110] direction. 
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where I 1 and I 2 are the total integrated intensity in the ROI, A 1 and A 2 the area of the two ROI. The ROI size must be carefully chosen, since too smaller regions don't permit the total integration of the MT signals and too large regions lead to an overvaluation of MT density as a result of integrating too large background signals (See Appendix A1).

Indeed, the background signals should be carefully substracted before doing the integration. conventional MBE mode with a first 10-nm-thin layer grown at 350 °C followed by a 35nm-thin layer grown at 500°C. The difference lies in the growth of a prelayer prior to the GaP growth: a Ga prelayer without Si buffer layer for S1200, a Si buffer layer followed by the Ga deposition for S1180, and a Si buffer layer followed by the P deposition for S1189. One can find that the integrated intensity of MT reflection spots from both pole figures and synchrotron images provide an estimation of the total MT volume density and the same results remain when comparing the three samples: S1200>S1189>S1180. However, the anisotropy characteristics (relationship between variants) are not the same. Indeed, it has been reported in our previous work [START_REF] Quinci | Defects limitation in epitaxial GaP on bistepped Si surface using UHVCVD-MBE growth cluster[END_REF] and also by Skibitzki et al [START_REF] Skibitzki | GaP collector development for SiGe heterojunction bipolar transistor performance increase: A heterostructure growth study[END_REF] that the MT densities in GaP layers grown on such vicinal Si substrate represent an anisotropy of A>C>B≈D.

Indeed, this anisotropic phenomenon in GaP layers grown on vicinal substrate is due to the effect of the atomic steps, which will be discussed in the section 3. Pole figure represented in Cartesian coordinate system for GaP layer grown on vicinal Si substrate (S1189). The diffraction spot of MT-A is much smaller than the others, indicating a loss of signal due to the higher scan speed.

In the following, a more precise and reliable quantification method using rockingcurve measurements performed on each diffraction peak variant is described. Then corrections on pole figure quantification will also be presented.

Quantification by rocking-curve method

This method based on rocking-curve (RC) measurements also uses the low resolution diffraction setup. Indeed, rocking-curve scans have been carried out on, first, the four MT variants and, second, the nominal GaP 002 reflection, to quantitatively evaluate the absolute volume fractions of respectively MT and nominal GaP (See Appendix A2 for experimental details). o LMy,y9zX
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where Φ 0 is the intensity of the incident beam in counts/(second × unit area), …} is the constant angular velocity of the crystal rotation, r 0 is the classical radius of electron and r 0 2 the scattering cross section of electron, V is the volume of the crystal, λ is the incident Xray wavelength, v a is the crystal unit cell volume, F T 2 is unit cell structure factor taking into account the Debye-Waller factor, and PL is the Lorentz-polarization factor.

Then we consider the real case of an X-ray beam scattered by a monocrystalline thin layer sample, as shown in Figure 3.9. We define I 0 and A 0 as the intensity and cross section of the incident X-ray beam, ω and (2θ-ω) as the incident and emergent angle, and T as the thickness of the thin layer.

The fact that the flux density reduces due to absorption before and after the elastic Bragg scattering gives rise to the effective scattering volume, i.e. V.

According to the Beer-Lambert law, the intensity diffracted by the elementary crystal volume dV = dl 1 ×A 0 located at a depth of z can be expressed by the following equation:
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Where l 1 and l 2 are the lengths of X-ray path and µ is the linear attenuation coefficient of the material. The integration of the equation on dz through T leads to the effective scattering volume of the crystal V:
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In our study, the beam could be considered as unpolarized without the use of monochromator, the Lorentz-polarization factor is assumed to be "[ = %ˆ"•3 6 345 6

. Warren has detailed the calculation of F T and we have applied the approximation of Kushwaha 113

for the Debye-Waller factor. These Debye-Waller corrections are indeed very small on 111 and 002 reflections (with a Debye-Waller factor between 0.970 and 0.985). This brings advantages for using these low angle reflections: for the MT evaluation, the 222 has a low unit cell structure factor that make the peak less intense, and 333 presents a much higher Debye-Waller factor correction; in the evaluation of GaP of nominal orientation, it is difficult to correctly integrate the 004 due to the Si substrate contribution and its thermal diffuse scattering (TDS) contribution (see APD study in Section 4.1.2) and the 006 is also less intense and affected by a larger Debye-Waller correction.

The final equation to calculate the theoretical diffracted intensity becomes:
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Finally, the o LMy,zn-/ o LMy,y9zX ratio is used to estimate the volume fraction of either one MT variant or the GaP of nominal orientation.

In ideal case, the total of these volume fractions should be 100%. Table 3.1 shows the rocking-curve quantification results on three samples: S1319, a 45-nm-thin GaP layer grown by MEE at 350°C, presenting very low MT density, and the previously introduced S1189 and S1180 with a very high MT density. The relative errors originate mainly from the fluctuation of the incident beam intensity during the experiment (of about ±10%). These measurements lead to a total near the expected 100%, varying from 76.91±9% to 111.6±13%, and is less than 100% for samples of higher MT density (S1189 and S1180) while greater than 100% for S1319. Several phenomena may lead to such disagreements.

Firstly, the very small intercrossing MT (especially in the case of high MT density, as evidenced in the cross-sectional STEM-bright field image in Figure 3.10) which is difficult to integrate correctly with a limited area point detector may lead to underestimate the MT volume fraction. Moreover, the presence of APDs (usual case in samples with high MT density), producing a strong effect on the broadening of the GaP 002 reflection that is only partially integrated (see Chapter 4 for detailed explanation), leads to an underestimation of the GaP of nominal orientation. These factors contribute to a sum lower than 100%. Contrarily, atoms located at boundaries of the MT and the GaP of nominal orientation are counted twince since they contribute both to the GaP and to the MT variants. This may yield to a total volume fraction higher than 100%. Thus, a more systematic study should be carried out to evaluate the sources of discrepancies. 

Correction of pole figure quantification

Firstly, the MT intensities I MT for each variant measured on the pole figure have been corrected with respect to the effective scattering volume calculated using Equation 3-6. This type of correction factors is constant for samples of same thickness. Then, considering that the rocking-curve method which takes into account the layer thickness, the effective scattering volume, the Debye-Waller factor, the Lorentz-polarization factor, etc, is accurate and reliable, another type of correction factors is deduced by comparing the quantifications from the pole figures (PF) to the rocking-curves (RC). Table 3.2 shows the calculation of the RC/PF ratios, based on three samples presenting large MT densities: S1180, S1189 and S1200, for which the measurements are more precise than other samples. The difference on the ratio RC/PF for different MT variant originates basically from the incident angle difference, and the slight difference on the same MT variant for different samples may come from the experimental adjustement. Then an average value is obtained for each variant, regarded as the correction factor that will be applied hereafter on all the samples quantified by the pole figure method. Indeed, the relative errors of about ±10% due to the fluctuation of the incident beam intensity are excluded in the table for clarity, since it doesn't affect the ratio RC/PF. After correction, all samples show an anisotropy of A > C. To summarize, two methods have been developed both using a lab XRD setup on low resolution mode. The pole figures allow a rapid visualization of the presence of MT, as well as quantification of MT density after corrections. The rocking-curve method is more accurate and leads an absolute quantification of the MT volume fraction in the thin GaP layer. The detection limit of the apparatus for both methods is estimated about 1.0 % in a 45-nm-thin GaP layers. Althouth it takes 14 hours to acquire a pole figure while the acquisition time reduces to about 6 hours for the RC method, the pole figure is more frequently used in the thesis, since on the one hand, it is very simple to carry out, requiring only a rough alignment of the z position (in the direction perpendicular to the sample surface), and on the other hand, it gives rapid feedback for comparison of the samples and then the optimization of the growth conditions.

Growth condition optimization towards the elimination of MT: application of the MT quantification methods

MT elimination is a key issue for the use of the GaP/Si pseudo-substrate as an appropriate platform for optoelectronic devices on silicon substrate, either lasers or photovoltaics, and is one of the main objects of this thesis work. In this part, I will describe the work on the growth parameter improvement thanks to the use of the MT quantification methods. Indeed, we have successfully improved the GaP/Si structural characteristics, in particular at the GaP/Si interface and at the GaP surface.

It has been demonstrated in previous work of the laboratory that the use of a Ga prelayer instead of a P prelayer leads to a reduction of the MT density. [START_REF] Nguyen Thanh | Silicon photonics based on monolithic integration of III-V nanostructures on silicon[END_REF]114 Indeed, as argued by Grassman et al, [START_REF] Grassman | Control and elimination of nucleation-related defects in GaP/Si(001) heteroepitaxy[END_REF] the use of Ga prelayer prevents the surface roughening caused by P and Si reaction. 115,116 In fact, the P deposited directly onto the Si surface forms Si-P heterodimers that will replace the Si-dimers, so that the Si surface atoms become adatoms incorporated into the GaP epitaxial layer during the growth, leading to a diffuse interface and then a rough epilayer surface. 117 Therefore, all the samples studied in my thesis are grown with a Ga prelayer. A first series of 45 nm GaP/Si 6°-off samples grown by MBE at different temperatures will be investigated to show the influence of this parameter on the surface roughness and MT formation. Secondly, the growth rate influence on the MT density will be studied. Then, I will show that a two-step procedure consisting of MEE technique at lower temperature followed by conventional MBE at higher temperature leads to a dramatic improvement of the structural properties. Finally, quasi free-of-MTs GaP layers with smooth surface are successfully achieved by applying all optimized parameters. Table 3.3 lists all the samples to be discussed in this Chapter, with the detail of their growth conditions. For MEE: Rate : 0.1 ML/sec.

Ga amount per cycle: 0.9 ML.

For MBE: Rate: 0.2 ML/sec.

Ga flux : 2.3×10 -7 Torr, P flux :1.1×10 -6 Torr.

Growth temperature

In this part, I report the study of S1254, S1255, S1256, S1264, S1265 and S1266, i.e. Let us notice that the pole figure intensities are normalized with I 0 . In Figure 3.11, the discrepancy between the signal-to-noise ratios is due to an optimization of this parameter for some samples (See Appendix A3 for details). Indeed, a part of the samples were analyzed after this improvement. However, this discrepancy does not jeopardize the following conclusions.

The MT volume fractions quantified from the pole figures for each variant of the samples have been corrected using the correction factors, and are shown in Figure 3.12.

The total corrected volume fraction for theses samples are respectively 3.0%, 17.3%, 13.9%, 1.1%, 1.0%, and 1.4%. Samples grown at 400°C and 450°C present the highest MT density, and a dramatic reduction of MT density is seen when the growth temperature is increased above 500°C. The MT density anisotropy of MT-A > MT-C is observed on all samples. Assuming a thermally activated process following the Arrhenius law, the total MT density as a function of the growth temperature could be fitted with the following equation:

o -= o l -˜• tm ‰- ™ ƒ : š s •, Eq. 3-8
Or equivalently:

2 ›o l -o -oe = 2 ˜-™ ƒ : š s , Eq. 3-9
where I 0 represents the volume fraction extrapolated at 0 K, C is a prefactor and E a the activation energy of the growth mechanism considered.

Taking into consideration that the MT density for the sample grown at 350°C unexpectedly doesn't follow this relationship, and by assuming that from 500°C the MT density remains very low and constant, the activation energy is obtained only based on the samples grown at 400°C, 450°C, and 500°C. Firstly I 0 is estimated around 17, through the interpolation of the I(T) curve towards 0. Then a manual adjustment was performed to evaluate I 0 , in order to make the curve 2 ›o l -o -oe vesus (1/T) the most aligned and we find I 0 = 16.9. Figure 3.13 shows the plot of 2 ›16.9 o -oe as a function of (1/T) and the linear fit from which C and E a are deduced to be respectively 1.17×10 5 and 0.697 eV.

This value is in the range of the values usually measured for Ga adatom surface diffusion. 118 Indeed, the activation energy should drastically depend on the step edge density and on the exact configuration of the surface. Thus, a more systematic study should be carried out on different vicinal and nominal Si surfaces. x (1/T) y=11.67-8094.3x R=0.9999 500°C Figure 3.13 Total corrected volume fraction measured on pole figures for the samples grown at 400°c, 450°C and 500°C, as a function of the growth temperature. Linear Arrhenius fitting (red solid line) has found an activation energy E a =0.697 eV.

Moreover, the overall crystalline quality of the GaP thin layer is improved at high temperature (above 500°C), as shown both by the XRD ω/2θ scan analyses and the ω scans (Figure 3.14 a) and Figure 3.15). These scans are performed on the laboratory D8 diffractometer on hith resolution mode, using the copper wavelength (0.15406 nm).

Taking into account the wavelength and the GaP lattice constant in theoretical and fully strained cases (0.54506 nm and 0.54670 nm, respectively, as calculated in Chapter 1), the corresponding GaP 004 positions expressed on the diffraction vector modulus S are calculated to be 7.317 nm -1 and 7.339 nm -1 . At 500°C and higher temperatures, ω/2θ scans (Figure 3.14 a)) display well-defined diffraction peak with a width limited by the layer thickness and not by the defect density. Besides, thickness fringes are also observed which is characteristic of a coherence length of the diffraction planes from the GaP/Si interface to the GaP surface. The GaP peaks are shifted to the left side (extra fully strained positions). This shift can originate from the experimental adjustment and is generally existent in the GaP/Si heterosystem with a 6° miscut along the [110] direction.

Assuming that S // and S ⊥ represent respectively the directions parallel and normal to the sample surface, the Si 004 RELP is located along the crystallographic [001] direction that is tilted of 6° with respect to the S ⊥ , as depicted in Figure 3 ω scans around GaP 004, with thinner peaks for the samples grown at higher temperature, indicating smaller lattice misorientation and defect density in the lateral direction.

In addition, as shown in Figure 3.15, the ω scan (or transverse-scan since the detector was opened at 0.375 nm with a very small angle of acceptance) profiles are thinner at high temperatures, indicating a smaller distribution of the lattice misorientation ("tilt", as introduced in Chapter 1) and smaller defect density in the lateral direction.

In brief, all the XRD measurements (pole figures, ω/2θ scans and ω scans) demonstrate better structural qualities for GaP/Si layers grown at higher temperatures.

However, higher growth temperature leads to a higher surface roughness. The r.m.s.

roughness measured on 5×5 µm 2 AFM image is about 2.06 nm for S1254 grown at 350°C while up to 5.70 for S1266 when the growth temperature reaches 600°C (Figure 3.16). The acceptable roughness of the GaP/Si platform is considered to be of the order of 1 nm. The high surface roughness of the GaP/Si platform is detrimental for optoelectronic device applications since it makes the GaP/Si platform unsuitable for subsequent overgrowth of other III-V semiconductors, it is therefore of great importance to choose appropriate growth parameters to fulfill simultaneously the conditions of MT generation limitation and the minimization of surface roughness, as shown thereafter. The reduction of MT density at higher temperature has been experimentally proved, but the mechanism of MT formation and its relationship with the growth temperature still remains unknown. In closed packed alloy systems (FCC or HCP), twins can be formed during a deformation mechanism, from dislocations. 119,120 The dissociation of a dislocation into two Shockley partials 121 is energetically favored and provides a driving force for the generation of stacking faults. 122 The temperature dependent glide of partial dislocations on contiguous {111} planes forms twins. 123 For highly strained layers like GaAs on Si, planar defects are believed to be formed due to the lattice mismatch induced interfacial stresses. 124,125 In our case (close packed FCC zinc blende GaP structure), misfit dislocations are absent within the critical thickness (about 90 nm [START_REF] Takagi | Lattice relaxation process and crystallographic tilt in GaP layers grown on misoriented Si(001) substrates by metalorganic vapor phase epitaxy[END_REF][START_REF] Soga | Dislocation generation mechanisms for GaP on Si grown by metalorganic chemical vapor deposition[END_REF] ) since the lattice mismatch between GaP and Si is very small (~0.36% at room temperature) and the evolution of GaP lattice constant as a function of temperature can be neglected, verified by a calculation taking into account the linear expansion coefficient at T >300K (about 5.5×10 -6 /K). The twins are believed to be formed during the heteroepitaxial layer growth, when growth mistakes occur on the {111} planes. Indeed, the growth of twins is commonly observed in semiconducting epitaxial layers.

In MBE growth mode, the Ga atoms are supplied together with the P atoms; GaP islands are formed at the initial stage. 126 Takagi et al 127 have experimentally evidenced using HRTEM technique the formation of 3D round-shaped GaP islands at the GaP/Si interface during the very first growth stage (5 eq-ML thick), as shown in Figure 3.17 a).

As the growth continues (until 15 eq-ML thick), stacking faults are introduced in the process of coalescence by lateral expansion of isolated GaP islands as shown in Figure 3.17 b). The authors then suggested that firstly, the use of higher growth temperature, which allows the atoms to arrange themselves in low energy configurations, helps to reduce the MT formation, and secondly, low growth rate preventing the nucleation of GaP islands can also limit the MT density.

Migration Enhanced Epitaxy growth

The GaP growth rate can be controlled in the Migration Enhanced Epitaxy (MEE) mode which consists of alternated growth of Ga and P. The control of the Ga rate as well as the interruption time between the Ga and P depositions allows a pseudo-2D growth.

Indeed, Takagi 127 et al has already shown the GaP layers free of islands and stacking faults, by using the MEE. In this section, I will show you the MT elimination in our GaP thin layers by the MEE growth mode. The volume fractions of each MT variants and the sum, calculated from the rockingcurves are shown in Table 3.1, used as an example to introduce the rocking-curve method.

The total MT volume fraction of 1.3 ± 1% indicates a great improvement of the structural quality of the GaP layer by using the MEE growth mode instead of the MBE growth mode.

Again, the most intense MT signal is seen on the variant A.

Two-step growth sequence

The two-step growth sequence inspired from the recipe of Grassman et al. [START_REF] Grassman | Control and elimination of nucleation-related defects in GaP/Si(001) heteroepitaxy[END_REF] , consists of a low temperature MEE growth to enhance the 2D nucleation at the early stage of growth, and a subsequent high temperature MBE growth to eliminate the remaining defects. [131][132][133] Indeed, the MEE is not suitable for the second sequence because firstly, it takes too much time (more than 4 hours) to grow a GaP layer of 45 nm at such a low growth rate (0.1 ML/sec.) and secondly, the 2D growth doesn't permit the annihilation of APDs which will be discussed in detail in the next Chapter. Sample S1330 is therefore designed using such two-step growth sequence as illustrated in Figure 3.21.

Figure 3.21 Illustration of the two-step growth procedure. MEE growth mode consists of alternated growth of Ga and P, leading to a good control of the Ga content and incorporation to obtain a pseudo-2D growth mode, followed by GaP overgrowth using conventional MBE mode.

The substrate is firstly heated to 800°C for degassing and ramped down to 350°C for the 40 ML (about 10 nm) MEE growth. One MEE cycle or monolayer (ML) consists of a first 0.9 ML Ga deposition at a growth rate of 0.1 ML/sec., followed by 4 sec. growth interruption and then an exposure to phosphorus overpressure for P deposition. Each MEE cycle is separated by 60 sec. growth interruption. Finally, a 35-nm-thin GaP layer is grown by MBE at 500°C. When compared to S1319, S1330 displays a slightly lower density of MT defects (volume fraction of about 1%) and a much smoother surface (r.m.s. = 0.3 nm), as measured in the pole figure and the 5×5 µm 2 AFM image shown in Figure 3.22. Indeed, the improvement of surface roughness is independent with the MT elimination and related to the APDs level 134,135 (see next Chapter). From the above anayses, we find that all the anisotropy factors are greater than 1, indicating a higher MT density on MT-A than on MT-C, consistent with the literature. [START_REF] Quinci | Defects limitation in epitaxial GaP on bistepped Si surface using UHVCVD-MBE growth cluster[END_REF][START_REF] Skibitzki | GaP collector development for SiGe heterojunction bipolar transistor performance increase: A heterostructure growth study[END_REF]111 Secondly, the evolution of anisotropy factor on MBE grown samples Less ideally, we can assume that the Si surface is not perfectly covered by the Ga atoms and it is possible to adsorb atoms that from only one bond with the former layer.

Taking into account that extra Ga atoms will from metallic droplets than can dissolve the Si, 136 no sufficient Ga atoms are supplied during the Ga deposition. The atoms diffuse on the terrace and preferentially migrate towards the bottom of the steps (notice that the atoms can less easily jump from one terrace to another due to the energy barriers of the step edge). Then a vacancy site is created at the top of the step edge, as shown in Figure 3.26 a). During the P deposition, one P atom can stay at the step edge as adsorbed atom, forming only one P-Ga bond with the Ga atom at his left side, since the right side is a vacancy (Figure 3.26 b)). It is then energetically possible that the P atom is rotated around itself (Figure 3.26 c)). In the following, a Ga atom arrives at the step edge and is adsorbed by the P atom (Figure 3.26 d)), rotated itself in order to form a stable double-bound with the newly coming P atom, as shown in Figure 3.26 e). Now, a stacking fault ABCA|C along with a single-layer twin is formed. However, if the growth continues with a repetition of step (b) to step (d), thicker twin domains can be created. Finally, a dislocation, whose Burgers vector corresponding to the difference between the adjacent Ga planes (here presented respectively by red and rose circles in Figure 3.26 f)), is introduced, in order to join the two domains. This mechanism proposes the formation of MT-C from the step edge. Further studies should be made, based on this mechanism and the Ga diffusion energies on Si surface and step edges, to interpret the relationship of anisotropy and the growth parameters. Formation of stacking fault and twin from the step edge. a) the deposition begin with the Ga atoms and the Si surface is partially covered by the Ga atoms with a vacancy site at the upper part of the step edge; b) a layer of P atoms are deposited with an adsorbed P atom at the step edge; c) the P atom is rotated round itself; d) a Ga atom is adsorbed by the P atom and rotated; e) the adsorbed Ga atom forms stable bonds with newly coming P atom, and a stacking fault along with a single layer twin is created; f) a dislocation is introduced to close the two domains.

Horizontal homogeneity of MT distribution

This is a complementary study to justify the lateral homogeneity of the structural quality (MT density distribution) of the GaP epilayers. Generally we set the sample in the way that X-rays arrive near the center of the sample surface to avoid the diffusion caused by beams outside the sample. However, sometimes the samples are already cut to half before XRD analysis. Hence it is of interest to verify the homogeneity of the thin layer quality, especially the MT density level in different surface position of the sample. To this end, rocking-curves on MT variants and GaP 002 have been carried out on S1189 at different surface positions. The lateral and longitudinal movement was guaranteed by the X and Y motors. The X-ray beam of about 2×2 mm 2 arrive around the center of the sample at (X=0, Y=0) with a foot print on the surface of about 8×2 mm 2 at the vertical position (χ=0°). But the foot print size changes when the sample inclines with respect to the arriving X-ray beams, which makes this study not very precise. Volume fractions of both MT and GaP of nominal orientation are measured and showed in Table 3.5. error bar. The sample can be considered as homogeneous at the scale of the XRD beam size. Secondly, where the MT volume fraction is slightly smaller, the GaP volume fraction is slightly greater. This may shows the validity of the "RC method", considering that the sum of MT and NO volume fractions should always be identical and equal to 100% in ideal case.

Summary

We have developed two MT quantification methods using X-ray diffraction on lab setup. The pole figures for fast visualization and estimation of MT volume fraction after corrections, and the rocking-curves for absolute quantification of MT volume fraction.

Based on previous non optimized samples and thorough XRD analyses, with complementary TEM and AFM analysis techniques, the GaP/Si platform structural properties have been significantly improved, after an optimization procedure involving growth temperature, MEE growth procedure and two-step growth sequence. GaP layers quasi-free of MTs are obtained at the first 40 ML GaP grown by MEE at 350°C and 40 nm overgrowth GaP layer by MBE at 500°C. The sample surface is almost smooth with a r.m.s. of only 0.3 nm, suitable for the subsequent growth of an optoelectronic heterostructure.

MT formation mechanism has been discussed along with the experimental results and based on the assumptions proposed in literature. On MBE growth mode and at low temperature, the 3D nucleation of GaP islands is believed to dominate the MT formation, when the atoms are deposited in incorrect sequences or during the coalescence of these nucleis. MT density has been dramatically reduced at low temperature by using MEE since the growth rate can be carefully controlled to promote a quasi 2D growth that eliminate a large amount of 3D GaP islands. Residual MT is suppressed by a further optimization of growth parameters such as the Ga amount per MEE cycle at the initial growth stage and will be presented in the next Chapter. The anisotropy of MT density (MT-A>MT-C) due to the atomic steps is seen on all the samples grown on vicinal Si substrate. We proposed a hypothetic mechanism of GaP deposition on bi-stepped Si surface, to explain the stacking fault and twin formation at the step edge. Thermodynamic studies on Ga diffusion energies at the Si surface and the Si step edges are necessary for further study of this mechanism.

Chapter 4 Evaluation of APD density for growth condition optimization

In the last chapter, I have presented some analytical methods for MT quantification which has enabled the structural quality improvement of the heteroepitaxial GaP layer, with a dramatic lowering of the MT density, by optimizing the growth conditions involving growth temperature, MEE procedure and two-step growth sequence. This chapter deals with another type of defects: the APDs (separated by the APBs). Firstly, analytical methods for APD density evaluation using both laboratory setup and synchrotron XRD are described. Then, a deep APD analysis based on the XRD methods combined with TEM, AFM and STM images will be carried out on several samples. This study shows a large impact of the substrate surface preparation (physical, chemical and Si buffer layer) and growth parameters (growth temperature, Ga coverage, AlGaP marker layers) on APD density and configuration. The APD formation and annihilation mechanisms related to the growth conditions are also discussed.

XRD methods for APD density evaluation

APD density can be characterized by the lateral correlation length ξ x-APD , which is defined as the mean distance between the APBs along the in-plane direction (perpendicular to the growth direction), provided that the APD sizes are relatively homogenous. Samples with higher APB density generally show shorter lateral correlation lengths. Characterization of APD based on XRD measurements has already been presented 137 and widely used in thin films 138,139 , including GaP/Si 132,140,141 . In this work, XRD reciprocal space maps (RSMs) are carried out around 00L Bragg reflections, using both laboratory XRD setup and synchrotron radiation, for extraction of the transverse scans to study the lateral structure of the GaP epilayer.

RSM recorded on laboratory XRD setup

The RSMs have been carried out around the 002, 004 and 006 reflections at the laboratory D8 diffractometer on high resolution mode (see Section 2.2.1 for setup details).

The PSD detector was used in 1D mode for faster acquisition. 2θ and ω angles being initially set at the Bragg positions, conventional ω/2θ scans were performed and recorded at successive ω position. Eq. 4-1

The RLN broadening of the GaP peak along S z is mainly due to the finite layer thickness (Scherrer law). The diffuse broadening observed along the S x direction is believed to correspond mainly to the mosaic tilt and threading defects that break the longrange order in this direction. The 004 RSM exhibits both GaP and Si peaks (Si is forbidden reflection and generally very weak on 002 and 006), with the GaP peak lying at the same S x value than Si, indicating the absence of plastic relaxation. The Si CTR is tilted with respect to the S z direction due to the substrate's 6° miscut. The 006 diffraction spot shows a much lower intensity with respect to the 002, due to the loss of intensity at high incident angle. The intensity integration has been performed at the center of the GaP CTR within a 0.03nm -1 high band to extract the transverse scans, as illustrated in The broad "diffuse" peak is attributed to a limitation of the in-plane correlation length due to structural defects at a shorter range, as already investigated in the mosaic epitaxial GaP thin films [START_REF] Takagi | Lattice relaxation process and crystallographic tilt in GaP layers grown on misoriented Si(001) substrates by metalorganic vapor phase epitaxy[END_REF]142 . The thin peak intensity decreases with respect to the diffraction order and is lacking on the 006 transverse scan that displays a broad peak profile with a poor resolution due to the weak intensity. The profiles are fitted by two-component (or single on 006) Pseudo-Voigt functions 143 , respectively for the resolution-limited thin component and the broad component. The IBs of the broad peaks, as well as the thin peak and broad peak areas are extracted for further analysis. Transverse scans extracted from the 002, 004 and 006 nearly specular RSMs shown in Figure 4.2, fitted by Pseudo-Voigt functions. 002 and 004 transverse scans display twocomponent line-shape while the thin peak is lacking on the 006 transverse scan.

Reciprocal space images by synchrotron X-rays

Reciprocal space images around the 00L reflections were recorded using synchrotron radiation at the BM02 beamline (see Section 2.2.2 for beamline configuration). The use of a 2D XPAD detector combined with a CCD camera allows the acquisition of a reciprocal space image within only 300 seconds while it takes more than 5 hours on lab setup to acquire such an image. Another advantage of synchrotron X-ray diffraction is that we were able to use smaller wavelength (λ=0.07749 nm at 16 keV in our case), that makes it possible to study high diffraction orders like 008 and 0010. An intense thin peak is obviously visual at the center of the 002 and 004 spots, due to the long-range order in the lateral direction, as described above. Lateral streaks with weak thickness fringes are observed on the 002 image, signature of the coherent interference of the X-rays between the GaP/Si interface and the epilayer surface. Both observations indicate a high crystalline quality of the epilayer. Notice that these streaks are absent on the lab 002 RSM of the same sample, probably because the fringes are too weak to be acquired on lab setup, or because the Sollers slits are so large that integrate all divergent signals in the vertical direction.

Indeed, an ω scan have been carried out on each 00L reflection, around their nominal Bragg position, with a step size of 0.1°, in order to record a 3D pattern in reciprocal space.

A reconstruction of the 3D RLN is necessairy to obtain the informations along the H, K, L directions and to make an exact analysis of the peak broadening. The following preliminary study is carried out based only on the above detector images centered on the Bragg positions.

Transverse scans have been extracted by integrating the intensity at the center of the GaP scattering spot within a 10 pixel high band, as indicated by the red rectangle in Figure 4.4 a), corresponding to 0.0327 nm -1 in reciprocal space. Notice that on 004 and 008 strong reflections, the intense Si peak is very close to the GaP peak and brings a diffuse contribution (which can be due to the Thermal Diffusion Scattering-TDS). This diffuse contribution should be subtracted. Assuming that it is symmetric along the vertical direction, a same integration has been made at the same position on the other side of the Si peak (as depicted by the yellow rectangle in Figure 4.4 b)) and was regarded as the diffuse of Si on the GaP peak. Indeed, a simulation of the TDS should be done to verify the symmetry of the diffuse and for a more precise subtraction.

This effect is very weak on lab RSMs since the distance between the Si peak and the GaP peak is sufficiently large along the S z direction, due to a greater wavelength (λ = 0.1541 nm) on lab setup.

For this experiment, the detector to sample distance D d-s is measured to be 513.2 mm ± 1.5%. The abscissa of the transverse scan patterns (pixel) along the horizontal direction is converted to the reciprocal space unit ∆S using the relationship described in Chapter 2 (Equation 2-2 and 2-3).

The corresponding transverse scans are shown in Figure 4.5. When compared to the laboratory transverse scans shown in Figure 4.3, the two-component shape is observed not only on the 002 and 004 reflections, but also on the 006 and 008 reflections (although relatively weaker). These scans each are fitted by two-component Pseudo-Voigt functions.

The 0010 scan displays a well-defined single broad peak that is correctly fitted by a single Pseudo-Voigt function. The Si diffuse contributions as well as the peaks before subtraction are also shown on the 004 and 008 profiles. We can find that the Si diffuse brings stronger influence on the broad peak rather than on the thin one. Transverse scan profiles extracted from the synchrotron reciprocal images for S1330, fitted by Pseudo-Voigt functions. The Si diffuse contribution strongly influences the broad peak of GaP 004 and 008 reflections.

Transverse scan analysis

Let's first investigate the scattered intensity I (from the amplitude A) of the transverse scans around a Bragg reflection whose scattering vector is S, for a zinc blende GaP structure presenting only main phases and antiphases. All structure factors and form factors are considered as real and can be simply added. For strong reflections like 004: 144 q sXy ; P d Ÿ sXy ; P • Ÿ ¡ P Eq. 4-2 Ÿ sXy ; P = Ÿ r¢ P ( Ÿ c¢£ P Eq. 4-3 q sXy ; P d Ÿ r¢ P ( Ÿ c¢£ P • Ÿ ¡ P Eq. 4-4

where Ÿ sXy ; P , Ÿ r¢ P , and Ÿ c¢£ P are form factors of respectively the whole layer, the main phase and the antiphase. Ÿ ¡ P = 4 ¤ P ( ¢ P is the unit cell structure factor of main phase on strong reflection with ¤ P and ¢ P respectively the atomic scattering factor of Ga and P. Assuming that the only difference between the APD and the main phase is that the Ga atoms and P atoms exchange their positions, the Ÿ ¡ P remains the same value for the antiphases. Therefore, the presence of APD has no influence on the final scattered intensity by strong reflections.

For weak reflections like 002, the unit cell structure factor of the main phase is Ÿ c¢¡ P = 4 ¤ P -¢ P , and that of the antiphase is opposite. Thus the scattered amplitude becomes: q sXy ; P d Ÿ sXy ; P -2Ÿ c¢£ P • Ÿ c¢¡ P , Eq. -4-5

Finally, the scattered intensity around the weak reflection is proportional to:

o d ›Ÿ sXy ; -4Ÿ sXy ; • Ÿ c¢£ + 4Ÿ c¢£ oe • Ÿ c¢¡
Eq. 4-6

From the above equation, we can find that, firstly, the diffracted intensities of weak reflections are strongly influenced by APD with an enhancement of a factor 4 from the term 4F APD 2 , and secondly, the thin peak due to lateral correlations in long-range distances, remains on weak reflections with the term F Total 2 , when APD density is not too large.

Hence, the broad component of the transverse scan around the weak reflections like the 002 is mainly attributed to APDs, and the broadening on the strong reflections like 004 is considered to be originated from other defects like MTs or SFs (staking faults), provided that the 004 peak width is much lower than the 002 and 006 ones. Two different methods have been developed to evaluate the crystalline perfection and APD size: the Quality factor and the Williamson-Hall-like analysis.

a Quality Factor

We define the Quality Factor (QF) as the area ratio of the thin component to the broad component:

¥Ÿ = c ¦B‹OE c §¨©ƒª .
Eq. 4-7

Higher QF indicates better crystalline quality with fewer planar defects along the lateral direction.

b Williamson-Hall-like plot

A more precise evaluation has been carried out based on the Williamson-Hall-like evaluation method. [START_REF] Miceli | X-ray scattering from rotational disorder in epitaxial films[END_REF][START_REF] Herres | Effect of interfacial bonding on the structural and vibrational properties of InAs/GaSb superlattices[END_REF]145 N. Herres 83 has attributed the line profile broadening to three mechanisms: the mosaicity tilt, the average crystallite size, and the inhomogeneous strain.

However, in our case, broadening due to inhomogeneous strain along the longitudinal direction does not affect the lateral transverse scans 146 . Therefore, we take into account only the tilt of the crystallites relative to the sample surface (∆M), and the lateral correlation length (ξ x ) corresponding to mean size of defects. The transverse scan broadening due to the mosaicity tilt, noted β ∆M , is given by β ∆M = ∆M•S, with S the scattering vector modulus, and can be modeled by a Gaussian shape (β G ). The broadening due to the lateral correlation length, noted β x , is considered to be β x =1/ξ x according to Scherrer's law, and can be modeled by a Lorentzien function (β L ). The transverse scan being regarded as Voigt function (a linear composition of a Gaussian profile and a

Lorentzien one), its peak broadening (β) is expressed by the following parabolic relationship 147 :

« = « N « ( « ¤ .
Eq. 4-8

Note that here "IB" is used as the abbreviation of "integral breadth" that is measured from the experimental profile and is a unique value for one peak. However, the notation "β" is used to expresse the "broadening" that can be dissociated into multiple components originated from the mosaicity tilt, the twist, or the defects and having different shapes (Gaussian or Lorentzien).

By applying the relationships of β=IB(S), β ∆M = ∆M•S and β x =1/ ξ x , the last equation becomes:

¬g = % -® ¬g ( ∆¯ Eq. 4-9
where IB(S) is the measured broad peak IB of the transverse scans for different diffraction order reflections (i.e. 002, 004 or 006). 146 Then, if we plot ¬g as a function of ¬g , one should obtain a straight line, with ∆M and ξ x respectively given by the intercept and the slope. We call this a "Williamson-Hall-like" (WHL) plot 145 .

In practical case, the strong reflection points are usually not aligned with the weak 

Growth condition optimization towards APB density reduction

Since we have focused on the structural improvement of the GaP/Si platform rather than on the XRD technique itself, we present the studies of MTs and APDs in two separate chapters. However, both defects are generated from the interface, and we believe that the effect of growth parameters on MT elimination and on APD density reduction is not independent from one to another. In the last chapter, we have found that a two-step growth sequence, using first a MEE technique followed by a MBE one (along with appropriate growth temperatures) have led to a dramatic lowering of the MT density (< 1% as volume fraction for a 45-nm-thin GaP layer) with an appropriate surface smoothness (0.3 nm r.m.s.). In this section, a more general study will be reported to minimize the APD density, based on the previously optimized parameters (growth temperature, two-step sequence), the substrate surface preparation, and other growth conditions like the Ga coverage, use of AlGaP maker layers etc. Table 4.1 lists the main samples studied in this chapter, along with their detailed growth parameters. The main samples studied in this chapter, with their detailed growth conditions. The common parameters such as substrate of Si(001) 6°-off, surface cleaning using the "optimized HF" procedure, and the Ga prelayer and are not shown in the Indeed, the TEM technique has been long ago developed and widely used to investigate the planar defects such as APDs in epitaxial layers. 148,149,151 The TEM DF technique is very sensitive to the presence of APDs, with a typical black and white contrast (one phase domain to the other). 

b Investigation of surface roughness related to APDs

It is very interesting that the density of both MT and APDs is reduced at higher temperature but the surface roughness increases, since the surface roughness is proved to be directly related to the APDs and hence is expected to be lowered down when APD density decreases. Indeed, this phenomenon can be explained by the deep grooves due to the APDs annihilation as seen in Figure 4.8.

This suggestion is consistent with the AFM observations on the series of 45-nm-thin GaP layers grown by MBE at increasing temperatures (350 °C, 500 °C, and 550 °C) that have been presented to demonstrate the MT density evolution as a function of growth temperature (see Section 3.3.1). Figure 4.9 shows the 5×5 µm 2 AFM images and the height analysis profiles extracted along the [110] direction for these samples.

For the sample grown at 350°C, small GaP domains in the order of 100 nm are homogeneously distributed with an average pit depth of about 8 nm, leading to an r.m.s. 

c APD annihilation using two-step growth sequence

The two-step growth sequence is believed to reduce the emerging MTs and APDs during the second growth phase at higher temperature, [START_REF] Grassman | Control and elimination of nucleation-related defects in GaP/Si(001) heteroepitaxy[END_REF][131][132][133] and has shown its efficiency in structural quality improvement in the last chapter. Here we will present its effect on APDs density reduction. Firstly let's look at the sample S1319, a 45-nm-thin GaP/Si 6°-off sample grown using the one-step MEE procedure at 350°C. The incident X-ray beams are in the direction [-1-10] (azimuth "az1"). The main characteristics observed on S1330, such as the intense thin peak, the lateral streaks on 002 reflection and the Si diffuse contribution on strong reflections, remain on this sample.

The transverse scans have been extracted and fitted using the same method as the sample S1330. The profiles are not shown here for clarity. Figure 4.11 shows the results of the transverse scans analysis for S1319 based on the detector images on two azimuths. The IB of the broad peaks as a function of diffraction order is displayed in Figure 4.11 a). The IBs for the same diffraction in two azimuthal directions are close to each other, suggesting that the defect size anisotropy along the [110] direction is not very evident. The 002, 006 and 0010 IBs are roughly of similar values, that is to say, the broadening is mainly due to the defect-induced correlation length which is constant on all the 00L reflections, rather than the mosaicity tilt that is proportional to diffraction order, as explained by Herres. [START_REF] Herres | Effect of interfacial bonding on the structural and vibrational properties of InAs/GaSb superlattices[END_REF] The 008 peak is much broader than the 004 one, probably because of the intensity loss at higher diffraction. Figure 4.11 b) shows the evolution of QF as a function of diffraction order. The higher QF on the 004 strong reflection implies that the APD contribution is dominant on weak reflections and these reflections can be treated separately in the WHL analysis. Corresponding WHL plots are shown in Figure 4.12, also for two azimuths. The error bars are evaluated taking into account both the fluctuation of the incident X-ray beam intensity (about 10%) and the Pseudo-Voigt Fitting. The 002, 006 and 0010 weak reflection points are well aligned in two azimuths. The mosaic tilt angles are deduced to be respectively 0.0014° and 0°. ξ x-APD , the lateral correlation length related to APDs, is measured to be 18.6±0.2 nm and 14.8±0.2 nm, respectively for two azimuths. These results, along with the slightly higher QF on 002 at "az1", suggest a privileged APD annihilation along the [110] direction. The correlation length ξ x due to other defects is deduced only from the 004 reflection, taking into consideration the eventual intensity loss on the 008 peak. The synchrotron images for "az2" is not shown here for clarity, but it has to be mentioned that the 0010 reflection is of very weak intensity and exhibits a peak that cannot be correctly fitted by the Pseudo-Voigt function (Figure 4.13). Therefore, the 0010 reflections at both azimuths are not taken into account in the transverse scan analyses for this sample. The ξ x-APD in both azimuths of S1330 are greater than S1319, indicating a reduction of APB density in both directions. Besides, the correlation length of other defects deduced from the 004 peak is much larger than S1319 at "az2", showing an improvement of defect elimination using the two-step growth procedure, although it is impossible to extract the ξ x at "az1", since the straight line linking the 004 point and the ∆M point gives a line without slope.

Finally, a large difference is seen between the results extracted from laboratory RSMs and the synchrotron images at the same azimuth: both QF and ξ x-APD measured on lab setup are smaller. This is due to the difference in X-ray beam characteristics and instrumental configurations (lateral divergences leading to different beam coherence lengths). Different samples are therefore comparable only under the similar experimental conditions. In brief, higher growth temperature (especially on the overgrowth stage of the two-step sequence), contributes to an annihilation of APDs, but however leads to surface roughness due to the pits resulted from the APDs. In order to lower the defect densities and to increase the surface smoothness, it was of great importance to avoid or annihilate completely the APDs as close as possible to the GaP/Si interface by choosing appropriate growth parameters, as shown hereafter.

Limitation of the APD formation at the interface

As well known, the APDs are formed during the polar on non-polar growth and are favored either 1) by the single atomic steps at the substrate surface [START_REF] Kroemer | Polar-on-nonpolar epitaxy[END_REF] or 2) by a non-ideal Ga coverage on the Si surface (non-uniform Ga coverage leading to coverage of P in some places on the Si terrace). Theoretically, one can avoid the APD appearance by 1) obtaining a Si substrate bi-stepped surface and 2) an ideal Si coverage by only one species (Ga in our case). In addition, it has been proposed that contaminations (like carbon) at the substrate surface before GaP growth can also contribute to APD formation. [START_REF] Fang | Gallium arsenide and other compound semiconductors on silicon[END_REF]152,153 Therefore, the surface preparation 154,155 and the Ga coverage are two essential parameters to be controlled, in order to limit the APD formation.

a Si surface preparation

It was suggested that the APDs could be partially avoided via double stepped Si(001)

surface, realized on a vicinal Si substrate with a miscut of a few degrees towards the [110] direction and a step bunching obtained with an annealing procedure. [START_REF] Fang | Gallium arsenide and other compound semiconductors on silicon[END_REF][START_REF] Grassman | Nucleation-related defect-free GaP/Si(100) heteroepitaxy via metalorganic chemical vapor deposition[END_REF][START_REF] Grassman | Toward metamorphic multijunction GaAsP/Si photovoltaics grown on optimized GaP/Si virtual substrates using anion-graded GaAsyP1-y buffers[END_REF]156 On this basis, most of the samples studied in this thesis are grown on a Si(001) substrate misoriented of 6° towards the [110] direction. However, such a Si surface always presents an unintentional additional miscut, disturbing the expected regular and periodic bi-atomic steps. Carbon also affects the Si surface reconstruction. 157 Careful chemical cleanness, thermal treatment, and homoepitaxial growth of Si buffer layers are needed to obtain a bistepped GaP/Si interface.

It has already described in Section 2.2 that using the "HF optimized" cleaning procedure leads to a smooth and defect free surface. Here, we focus on the GaP/Si interface quality without any Si buffer layer at first. The STEM-HAADF imaging strongly depends on atomic number Z 158,159 and thus has been used to observe the GaP/Si interface as well as the Ga and P atoms arrangement. Then, a homoepitaxial Si buffer layer has been deposited on the chemically cleaned Si substrate at 800°C using silane (at a 6.10 -3 Torr pressschroederure) in the UHVCVD growth chamber and transferred under UHV to the MBE growth chamber for GaP overgrowth. The GaP/Si interface of the sample with a Si buffer layer prior to the GaP growth is clearly sharp and displays an appearing periodicity of 6 to 7 atoms, as shown in As calculated in Table 2.1, the theoretical terrace length for a bi-stepped Si(100) surface is 2.58 nm, each step terrace thus containing on average 6.7 atoms. Therefore, both the measurements from the RHEED pattern and the theoretical calculation confirm the observation on the HRSTEM-HAADF image, and indicate the presence of bi-atomic steps. However, despite the obtaintion of a bi-stepped GaP/Si interface, APBs are still visible in the GaP/Si sample with a Si buffer (see the black solid line in Figure 4.18 and corresponding inset). APBs can be evidenced by specific contrasts in atomic resolved images, as reported for instance by Narayanan 162 using HRTEM and Bayer 163 using HRSTEM HAADF technique. Here, as in ref. 164,165 , the inserted magnified image shows clearly the inversion of the Ga-P dumbbells from one side of the APB to the other side. Notice that the APB is generated on the terrace but not at the step edge, which confirms the importance of controlling the initial group III or group V coverage of the Si surface before any III-V growth, even if performed on a bi-stepped Si surface.

b Ga coverage at the initial growth stage

A set of 20 ML (about 5 nm-thin) GaP layers grown by MEE at 350°C on Si substrate misoriented by 6°, with a difference on the Ga coverage per MEE cycle (S1297 with 0.85 ML Ga, S1298 with 0.93 ML Ga and S1296 with 1.1 ML Ga) have been used to study the effect of the Ga amout at the very first growth stage.

Firstly MTs are studied by synchrotron XRD method, since the scattering intensities by 5-nm-thin GaP layers are so weak that cannot be correctly integrated on lab setup. roughness measured by AFM images reveals that S1298 presents a most smooth surface, with a r.m.s. value of only 0.26 nm 166 . Indeed, the total Ga amount per cycle is considered to have a strong effect on the epilayer's smoothness and the defect level, since an excess Ga tend to form metallic droplets and induce the melt-back etching of the Si surface 164,167 , or promote 3D GaP islands at the Si surface, [START_REF] Yamane | Growth of low defect density GaP layers on Si substrates within the critical thickness by optimized shutter sequence and post-growth annealing[END_REF] where treading defects were generated. Transverse scans were extracted using the same method as S1330. However, since the 006 reflections are too weak to provide an effective evaluation of IB, the evaluation of APD-induced correlation length ξ x-APD was performed only on the GaP 002 peak broadening, using the following equation instead of the WHL method, assuming that the mosaicity tilt can be neglected.

IB =1/ξx-APD

Eq. 4-10 Table 4.2 lists the IBs, QFs as well as the deduced ξ x-APD values for the three samples.

Note that the lateral experimental resolution for the transverse scans is 0.00327 nm -1 in reciprocal space. All samples show a very short ξ x-APD (in the order of 10 nm), indicating high density of APDs. The most remarkable observation on these samples is the strong anisotropy of crystalline quality (represented by the QF value) along the two azimuthal directions for sample S1297 (0.85 ML Ga). The anisotropy indeed depends also on the Ga coverage. displays very thin diffuse along the horizontal direction while a round-shape diffuse spot is observed at "az2". The diffraction CTR is larger in the vertical direction when compared to the 45-nm-thin samples, due to their smaller layer thickness. The thin peak is more intense at "az1" and the broad peak is more diffuse at "az2", leading to a QF of 49.3 for "az1", more than 7 times larger than the other azimuth. Then let's look at the diffraction image around GaP 002 on S1296 with 1.1 ML Ga (Figure 4.24). The visual intense points at the center of the GaP spots correspond to only two-pixel width and can't be considered as a thin component. The diffuse in lateral direction at "az1" is much weaker than that at "az2", but their IBs are very close to each other as shown in Table 4.2. The QF of "az1" is only twice larger than that of "az2". In brief, this sample also shows anisotropy along two azimuthal directions, but the anisotropy is less distinct than on S1297 with 0.85 ML Ga. As demonstrated above, the Ga coverage at the initial stage strongly affects the formation of both MTs and APDs. Sample grown with smaller Ga coverage (here 0.85 ML) is free of MTs within the detection limit of the synchrotron experiment and shows better crystalline quality with a much higher QF along the [110] direction (along the atomic steps), although the smoothest surface is obtained with 0.93 ML of Ga coverage.

The anisotropy is firstly related to the substrate vicinality and then to the role of Ga 102 coverage, which will be discussed as APD formation and annihilation mechanism in the section 4.3.

On this basis, we have made a slight change to the initial growth stage of the sample S1330: each of the first 3 MEE cycles consists of 0.75 ML instead of 0.9 ML Ga deposition followed by 60 seconds growth interruption and then the P deposition. The other parameters remained unchanged, that is, a total 10-nm-thin GaP layer grown by The S z position of the fringe valleys are quoted and represented as a function of the fringe numbers (Figure 4.29 b)). The points are fitted by a straight line whose slope is considered to be inversely proportional to the correlation length of the crystallographic planes along the growth direction, that is, the layer thickness. Therefore, the layer thickness is calculated to be 51.1±0.5 nm, a little bit larger than the nominal layer thickness of 45 nm.

Complementary observations are provided by cross-sectional STEM-BF image (Figure 4.30). Some APBs are generated at the interface and are self-annihilated in the layer within about 20 nm. APBs threading to the surface result in some small pits but the surface is relatively smooth. The mean APB distance is estimated on the order of 30 nm, in good agreement with the XRD analysis. Several MTs are also observed originated from the GaP/Si interface. These observations confirm the relevance and reliability of our XRD method showing the strong advantages of a nondestructive method without sample preparation and with statistical averaging other a large area. However, this STEM-BF picture shows the presence of very thin MT that could not be detected by using either rocking-curve or pole figure method on our XRD setup. To conclude, sample S1480, with a 0.75 ML Ga coverage for the first three MEE cycles exhibits a better crystalline quality than S1300 (with 0.9 ML Ga coverage). The APDs formation can be avoided by bi-atomic steps and an ideal Ga coverage on the Si surface. Nevertheless, we can never guarantee the ideal "mono" coverage in the epitaxial growth even if the growth procedure is started by one ML of Ga.

Despite the improvement of structural properties by limiting the formations of APDs from the interface, especially along the [110] direction, optimization of GaP/Si interface quality and Ga coverage don't allow the subsequent annihilation of the already formed

APDs. There are still some APBs emerging to the surface in optimized sample (S1480), as

shown in Figure 4.30. Other solutions should be therefore found to force the annihilation of the APDs during the growth.

APD annihilation by AlGaP marker layers

It is very important but also very difficult to control the initial growth stage to prevent the APD formation. Besides, we have also worked on the annihilation of APDs in case where the APDs are already formed. The sample S1477 has been grown using the same procedure as S1480 for the first 10-nm growth, followed by successive 50-nm-thin MBE GaP layers grown at increasing temperatures: 500 °C, 535 °C, 565 °C and 600 °C. Each MBE layer was separated by a 2-nm-thin AlGaP marker grown at the same temperature as the following GaP layer. Figure 4.31 gives a schematic representation of the S1477 growth architecture. The initial purpose of these markers was to "mark" the boundaries between the different growth temperatures and, therefore, to study by TEM the effect of these growth parameters. (profile 1) and [1-10] (profile 2) directions. The r.m.s roughness is measured to be 3.32 nm, larger than that of the sample S1480 grown under the same conditions as S1477 for the first 10 nm but followed directly with a 40-nm-thin GaP layer grown at 500°C. The average pit depth is about 10 nm, with several deep grooves (up to 30 nm) in a 5×5 µm 2 region. The GaP domains are distributed homogeneously along the two directions, without distinct anisotropy. Thus the surface roughness might be attributed to the atomic mobility at the epilayer surface that is enhanced by the high overgrowth temperature, rather than to the APDs, since most APDs are proved to be annihilated within the first 10 nm as shown after. Laboratory XRD RSMs around the GaP 002, 004 and 006 nearly specular reflections have been carried out and are presented in Figure 4.34. Note that the overall thickness is larger than the critical one so that the layer is partially relaxed as indicated by the slight S x shift of the GaP peak center with respect to the Si peak. The GaP CTRs are less elongated in the S z direction when compared to the 45-nm-thin samples, since S1477 has a much greater thickness 410 nm. with the other two samples, we can find that S1477 shows thinnest 002 and 006 peaks, signature of larger APD-induced correlation lengths. But its 004 peak broadening is much larger than the other samples, and also much larger than its own 002 and 006 peaks. The larger thin peak on 002, the lack of thin peak on 004, and the IB value on the 004, are probably due to the partial relaxation of the GaP layer. It must be noticed that these analyses by XRD are less precise than on other samples, due to the partial relaxation. Indeed, the distribution of strain and mosaicity tilt can be measured by using a quick scanning X-ray diffraction microscopy technique (called K-110 map) developed at the ID01 beamline at ESRF, [168][169][170] which will be briefly introduced as perspectives works of this thesis. In order to confirm the reproducibility of the APD annihilation by using the AlGaP marker layers, a second sample has been produced using the same recipe as S1477 and was analyzed by TEM imaging. 

Conclusions

Firstly we have presented that the APD density was reduced by using higher growth temperature, either on MBE mode, MEE mode or the two-step sequence. Then we have demonstrated the limitation of APD formation from the interface during the very early stage of growth, by optimizing the Si surface preparation and the Ga coverage. A strong anisotropy of APD size and structural quality was observed on sample grown with low Ga coverage (0.85 ML). Finally, we showed a reproducible annihilation of already formed APDs by overgrowth at higher temperatures separating by AlGaP marker layers. Recent sample is free of MTs and has a very weak APD density.

Discussions and hypothesis on APD annihilation

In the last section, the APD prevention and annihilation were experimentally reported, along with optimization of growth parameters such as temperature, Si surface preparation, Ga coverage and the use of AlGaP marker layers. Nevertheless, the mechanisms are not very clear. This part is dedicated to a discussion, based on the literature and our experimental results, to achieve a better understanding of the APD formation and annihilation. From another point of view, all APBs have a ratio of Ga-Ga and P-P bonds depending on which plane they are located. 173 The {110} APBs composed of equal number of Ga-Ga bonds and P-P bonds are stoichiometric, with a ratio of 0.5. The APBs lying on {111} and {100} planes consist only Ga-Ga bonds or P-P bonds, with a ratio of 1 or 0. Although the {110} APBs are most stable at equilibrium position, the MBE deposition is well-known "far-from-equilibrium" deposition technique that prevents the atoms to migrate to the thermodynamically equilibrium positions. Assuming that there is an energetic preference for Ga-Ga bonds to P-P bonds, during the growth, Ga-Ga bonds were favored. Thus, lower-index planes, with a higher ratio of {111} to {110} planes, present higher proportion of Ga-Ga to P-P bonds, are favored for the APB propagation, leading to a fast annihilation.

Propagation of APBs in low index {11n} planes

This hypothesis can probably give an explanation to the APD annihilation by using the MBE overgrowth at higher temperature (for the two-step sequence). Indeed, the MEE growth at low temperature and lower growth rate is expected to provide a quasiequilibrium 2D growth, in the purpose of preventing defect formation.

Post-growth annealing

Guo et al [START_REF] Guo | Thermodynamic evolution of antiphase boundaries in GaP/Si epilayers evidenced by advanced X-ray scattering[END_REF] have reported a APB-modified thermodynamic equilibrium mechanism to explain the APB migration. As mentioned above, O. Rubel 172 reported that the {110} APBs are most energetically stable at equilibrium, but the MBE growth is "far-fromequilibrium". The sample was therefore assumed to have APBs distributed statistically over all the {111} and {110} planes. During the post-growth annealing, the unstable APBs are first expected to kink toward the stable {110} position, as shown in Figure 4.42 a). On the other hand, the surface mobility enhanced by higher temperature make the atoms locate at the top of the APB to migrate towards more stable positions such as a vacancy on the top of the surface. These two effects will act as digging the GaP layer along the APB.

As a consequence, anti-phase and main phase will be separated. A deep trench is created at the place of the APB, as shown in Figure 4.42 b). The APD is annihilated when this process takes place at its two sides. This mechanism can also be used to explain the APD annihilation and the high surface roughness on the samples grown at higher temperature. 

Growth of main phase GaP over small APDs

Another proposition to the APD annihilation is the growth of main phase GaP over the small APDs due to the growth rate difference between them. The GaP main domain preferentially exhibits a P-stable 2×4 surface. 174 Assuming that the Ga adatom diffusion length is longer along the direction parallel to the P dimer bonding, Ga adatoms have a longer diffusion length in the [1-10] Abrupt GaP/Si interface of high quality displaying periodic bi-steps has been achieved by homoepitaxial growth of a Si buffer layer on the carefully prepared Si substrate surface, promising for limitation of the APD formation from the GaP/Si interface, but the presence of residual APBs indicates the importance of the control of other growth parameters. GaP layers with very low MT density (1% volume fraction), quite large APD sizes (about 27 nm) and smooth surface (r.m.s. of 0.4 nm) has been achieved by an optimized two-step sequence composed of: i) 10 nm GaP growth by MEE at 350°C (first 3 cycles with 0.75 monolayer (ML) of Ga/cycle + 37 cycles with 0.9 ML of Ga), and ii) 40 nm GaP growth at 500°C, using standard continuous MBE. Reproducible effective APD annihilation (more than 80%) has been observed within the first 10 nm on sample grown using the recipe of the optimized two-step sequence for the first 10 nm, followed by four 50 nm GaP growth by MBE at increasing temperatures, every two GaP layers separated by an AlGaP marker layer. This sample presents no MT and 3 antiphase boundaries (APB) per micron at the upper part of the layer as observed by TEM image.

The APD annihilation has been proposed to depend on the formation energies of the APBs in different planes. At higher temperature, the atoms in unstable APBs planes tend to migrate towards the more stable positions, either to the stable {110} APB planes or to the Si surface, leading to a digging effect and a deep trench at the initial APB position, resulting in a high surface roughness of the epilayer. The strong anisotropy observed at the vicinal Si surface in case of low Ga coverage can be explained by the assumption that smaller APDs are formed along the steps direction ([110] direction) due to the limitation of Ga diffusion along by the step edges. Smaller APBs can be then rapidly annihilated along the {111} APB planes close to the interface, or covered by the overgrowth of the surrounding main phase domains. In contrary, larger APDs observed on nominal Si surface or in the case of more Ga coverage, tend to annihilate along the {112} or {113} APB planes.

Chapter 5 General conclusions and perspective works

Summary and conclusions

This thesis is focused on the structural analysis of the GaP/Si heteroepitaxial layers and the quantitative evaluation of the crystal defects such as microtwins (MT) and antiphase domains (APD) in GaP layers, mainly by using X-ray diffraction techniques, combined with complementary microscopy techniques. The final purpose is the growth of a low defect GaP/Si platform, suitable for a subsequent active zone growth (either for light emission or absorption). The thesis work is presented in two main parts concerning respectively the study of microtwins and antiphase domains.

In the first part, rocking-curve and pole figure integration methods have been employed for absolute quantification of MT volume fraction in the GaP layer. These analyses, along with surface roughness measurements by AFM and local evidence of MTs by TEM experiments, have allowed understanding the effect of the different growth parameters on the MT generation and, therefore, their successful elimination. The GaP/Si platform structural properties have been significantly improved, after an optimization procedure involving growth temperature, MEE growth procedure and two-step growth sequence. It has been proved that higher growth temperature and the MEE procedure help limiting the MT formation at the interface. The growth of first 40 ML GaP by MEE at 350°C followed by 40 nm overgrowth of GaP layer by MBE at 500°C has led to GaP layers quasi-free of MTs (with a volume fraction less than 1%) presenting a smooth surface (with a r.m.s. of only 0.3 nm).

MT formation mechanism has been discussed along with the experimental results and based on the assumptions proposed in literature. Under MBE continuous growth mode and at low growth temperature, the 3D nucleation of GaP islands is believed to favor the MT formation, as the atoms are not mobile enough to arrange themselves into correct positions or during the coalescence of these nuclei. MT density has been dramatically reduced at low temperature by using MEE, since the low growth rate carefully controlled by the Ga deposition flux promotes a quasi 2D growth that eliminate a large amount of 3D GaP islands. Anisotropy of MT volume fraction along the [110] direction due to the atomic steps has been observed on all studied samples, and can be explained kinetically by the lack of perfect coverage of the Ga prelayer which may introduce stacking faults at the step edges. This effect is enhanced at lower growth temperature and an activation energy is evaluated through a model implying surface diffusion of gallium atoms, based on the evolution of MT density as a function of growth temperature.

In the second part, we have presented the APD analyses, based on transverse scans extracted from reciprocal space maps, using both laboratory and synchrotron XRD setups.

The quality factor (QF) is considered to indicate the crystalline quality of the GaP layer (defect density, residual strain, etc.). The Williamson-Hall-like method is used to deduce the mosaicity tilt related to the crystallite misorientation with respect to the layer surface and the lateral correlation length which is related the mean size of APDs, provided that APD sizes are relatively homogeneous and that other defects such as MTs are at a very low density.

These XRD analyses combined with AFM and TEM allowed a very efficient optimization of the growth parameters. Growth temperature, substrate surface preparation, Ga amount per MEE cycle at the initial growth stage and AlGaP marker layers are shown to strongly affect the APD formation at the GaP/Si interface and the residual APD annihilation.

Abrupt GaP/Si interface of high quality displaying periodic bi-steps (Figure 5.1) has been achieved by homoepitaxial growth of a Si buffer layer prior to the GaP growth, on the carefully prepared Si substrate surface. Such an interface is promising for limitation of the APD formation from the GaP/Si interface. However, the presence of residual APBs (the inversion of Ga-P dumbells seen in the inset) suggests the importance of the control of other growth parameters. GaP layers with very low MT density (1% volume fraction), quite large APD sizes (about 27 nm) a smooth surface (r.m.s. of 0.4 nm) has been achieved by an optimized twostep sequence composed of: i) 10 nm GaP growth by MEE at 350°C (first 3 cycles with 0.75 monolayer (ML) of Ga/cycle + 37 cycles with 0.9 ML of Ga), and ii) 40 nm GaP growth at 500°C, using standard continuous MBE. Reproducible effective APD annihilation (more than 80%) has been observed within the first 10 nm (Figure 5. As a conclusion, combined structural analyses allowed, during this thesis, an optimization of the growth conditions for the fabrication of a GaP/Si platform. This platform now presents very low interfacial defect density and a quasi defect free surface (low roughness, low density of emerging defects), which can serve as template for photonic and photovoltaic applications.

Perspective works

In this part, I present some perspective works based on experiments carried out on the ID01 microdiffraction beamline at ESRF, Grenoble, France. Two different scan techniques have been used during this first experiment, providing new analytical means to a complete structural evaluation of the GaP/Si platform. In the following, I will present some rough conclusions on coherent diffraction imaging experiments, prior to a more complete and thorough analysis which will be done soon.

Attempts of Coherent Bragg Imaging

The Coherent Bragg Imaging has been performed at the ID01 ESRF beamline 175 using a highly coherent X-ray beam. The working energy is fixed at 8 keV (X-ray wavelength λ = 0.15498 nm). The X-ray beam was focused using a tungsten Fresnel zone plate (FZP) to a size of 500 nm in width and 250 nm in height. A 2D detector 176 of 516×516 pixels with 55×55 µm 2 /pixel was located at 52.8±0.5 cm from the sample, giving rise to a resolution in reciprocal space of about 0.039 nm -1 . The interest of using highly coherent X-rays is multifold. It can be very efficient as an ultimate X-ray imaging technique either in Bragg scattering or small angle scattering. Coherent Bragg scattering imaging can be performed for samples with low defect density, enabling a spatial resolution below the beam size. 177,178 It has been first demonstrated on academic cases such as gold microcrystals more than 15 year ago, 179 and these techniques combined with ultimate brilliances achievable on the last generation synchrotrons now open the route for structure resolution of single molecules (see for instance ref. 180 ) that can disentangle the double problem of crystallization of large molecules and static or dynamic disorder. 181 Such phase retrieval technique has been also successfully employed for analysis of antiphase boundaries in GaN nanowires 182 and FeAl alloys 183 .

Attempts of Coherent Bragg Imaging were performed around the GaP 002 nearly specular reflection with the incident X-ray beams in the [-1-10] direction and the nominal Bragg position ω = θ+6°, on newly optimized sample S1480 and S1477 (See Table 4.1 for detailed growth conditions). A spiral real-space scan 177,184 was carried out, composed of 123 250 scanning points on the sample surface, with a length step of 100 nm in both pix (along the crystallographic [110]) and piy (along [-110]) directions, to ensure a full coverage of the selected region. Notice that the size of the initial beam was up to 300 × 100 nm 2 , the footprint on the sample was therefore 300×300 nm 2 . At every scanning point (pix, piy), a detector image was recorded. Here we can find that, compared to the sample S1477, this diffraction spot is more diffuse in the lateral direction, but with an intense central peak. The extracted profil in linear scale visualize the intense central peak and that in logarithm scale highlihgts the diffuse part. 

Quick scanning X-ray diffraction microscopy

K-map is a quick Scanning X-ray Diffraction Microscopy technique developed at the ID01 beamline, using a partially coherent but highly brilliant X-ray beam with a vertical size of 100 nm and horizontal size of about 300 nm. The principle is doing an ω rocking scan around its nominal GaP position at every surface point (pix, piy), over a small region of the sample surface, in order to construct a 3D reciprocal space map for every scanned point. 168 It allows studying the structural inhomogeneity involving lattice strain and lattice misorientation ("tilt"). 169,170,186 In our experiment, K-maps were carried out on the sample S1477. The incident X-ray beams are in the [-1-10] directions so that the nominal Bragg positions are ω = θ+6°. We can also compare the K-maps over a chosen ROI (for example the ROI 1), at different ω positions, as shown in Figure 5.12. 7×3 µm 2 GaP 002 K-maps for S1477 over ROI 1, at five different ω positions (from left to right: 22.154°, 22.204, 22.254°, 22.304° and 22.354°).

Firstly, the anisotropy phenomenon is always observed, with intense thin bands along the [1-10] direction (perpendicular to the atomic steps), probably related to the longer defect-induced correlation length in this direction. Secondly, intense signals in some part of the studied zone remain from one ω position to another. In other words, the corresponding rocking-scan at this spatial point should display a large intense component, signature of a poor crystal quality (large treading defect density, lattice plane distortion, tilt, etc.), as explained in the chapter 4. For the zones displalying weak intensities, intense peak is absent, suggesting a larger density of defects (widely scattered intensity) or larger lattice tilt. However, it is not evident to have informations on tilt and lattice plane distortion in case of large APD density since the 002 reflection is very sensitive to the APDs.

In brief, the crystalline quality of the sample S1477 is very inhomogeneous, consistent with the spatial spiral scan. K-maps around the GaP 004 strong reflection and further studies with reconstruction of 3D pattern in reciprocal space are essential for obtaining the strain map and the tilt map.

Suggestions for future works

1. For growth of a GaP/Si platform, it should be of great interest to study the samples grown on the bi-stepped Si surface, using optimized two-step sequence, in order to limit the APD formation from the very initial growth stage, and combined with the use of AlGaP marker layers for annihilation of residual APDs.

2. It is important to study the Ga diffusion energy on the Si surface by molecular dynamics simulations, as a function of temperature, growth rate, Ga coverage, presence of bisteps, etc, in order to understand the effect of different growth parameters on the MT and APD formation and finally their elimination.

3. For X-ray diffraction measurements, an evaluation method should be developed to quantify the APD volume fraction, based on X-ray diffraction experiments, theoretical calculation, and simulation. A2. From the table, we can easily find that the minimum of the background noise intensity and the optimal SNR is achieved when the vertical slit height is set at 2 mm with the use of Sollers Slit.

Résumé de Thèse

L'épitaxie hétérogène de semi-conducteurs III-V sur le silicium a été largement étudiée dans le cadre de l'intégration monolithique de la photonique à faible coût sur le silicium.

Cependant, les forts désaccords de maille entre la plupart des matériaux III-V et le silicium conduisent à une forte densité de dislocations. Pour surmonter ce problème, la croissance de GaP sur Si (avec un faible désaccord de maille de 0,37% à la température ambiante) a été proposée pour réaliser une plate-forme efficace permettant l'intégration d'autres semi-conducteurs III-V sans défaut. Néanmoins, les défauts cristallins tels que les domaines d'inversion et les micro-macles peuvent être générés à l'interface du GaP/Si. [1][2][3] Ces défauts modifient largement les propriétés et diminuent les performances des Grâce à ces deux méthodes, nous avons pu quantifier la fraction volumique de micromacle de manière assez précise et optimiser les conditions de croissance pour l'amélioration de caractéristique structurale de la couche GaP/Si. Une première série de six échantillons de 45 nm GaP élaborés sur Si désorienté de 6° par MBE à différentes températures de croissance montre une réduction importante de densité de micro-macles au-dessus de 500°C qui confirme ce qui a été reporté dans la litérature 7,8 Un scénario de formation des micro-macles est proposé via la formation de lacunes ainsi qu'une énergie 

Abstract

This thesis deals with the development of structural analyses methods of the GaP thin layers heterogeneously grown on the Si substrate by Molecular Beam Epixay (MBE), based on X-ray diffraction (XRD) analyses, combined with complementary techniques such as transmission electron microscopy (TEM), atomic force microscopy techniques (AFM) and scanning tunneling microscope (STM). The main work is centered on the quantitative characterization of crystalline defect such as microtwins and anti-phase domains, and the evaluation of the surface and interface quality. The ultimate goal is to achieve a perfectly crystallized GaP/Si platform without any defect, through the optimization of the growth conditions.

We have applied two micro-twin quantification methods using a XRD lab setup. Pole figure method for fast visualization and evaluation of micro-twin density and rocking curves integration for a more precise absolute quantification of the micro-twin volume fraction. The GaP/Si platform structural properties have been significantly improved, after an optimization procedure involving growth temperature, MEE (Migration Enhanced Epitaxy) growth procedure and a two-step growth sequence. GaP layers quasi-free of MTs are obtained, with a r.m.s. roughness of only 0.3 nm.

The APD evaluation by XRD has been performed on reciprocal space maps (RSM) centered on the 00L GaP reciprocal space lattice points either in lab setup or on synchrotron. Analysis of the transverse scans extracted from such RSM through the "Willamson-Hall like" method permits obtaining the "mosaicity" that is related to the micro-orientation of the small crystalline domains in the GaP layer, and the lateral correlation length which is considered to be related to the mean distance between two APBs, provided that this distance is approximately homogenous and corresponding to the mean APD size, and the density of other defects are very weak so that their influence can be neglected. Using this analytical method and the microscopic techniques, further optimization has been carried out on Ga amount at the initial growth stage, the use of AlGaP marker layers and the homoepitaxie of Si buffer layer. Finally, sample with none MT signal and very low density of APD has been achieved. Moreover, an abrupt GaP/Si interface displaying regular and double atomic steppes is observed on sample with a Si buffer layer prior to the GaP growth.

Figure 1 . 1 A

 11 Figure 1.1 A schematic representation of typical point defects in a crystal b Linear defects Dislocations are linear defects within a crystal and were discovered by Orowan, Polanyi and Taylor 62 in the year of 1934. There are basically two types of dislocation:

Figure 1

 1 Figure 1.2 b).

Figure 1 . 3 A

 13 Figure 1.3 A schematic illustration of screw dislocation

  Figure 1.4 Stacking sequence in closed packed structures: a) HCP, b) FCC.

  Figure 1.5 a) Decomposition of dislocation b into a pair of partial dislocations b 1 and b 2 in a FCC structure, b) formation of stacking faults from the partial dislocations It is evident that the two adjacent layers are displaced one over the other by a vector b 1

  in Figure 1.6. The twinned domain contains 4 monolayer atoms in the C, A, A, C positions, limited by the twin boundaries indicated by the blue lines in the figure.

Figure 1 . 6

 16 Figure 1.6High resolution TEM image of the GaP layer. Open circles labeled with ABC show stacking order along the [111] direction. The CAAC sequence corresponds to a four monolayer twin domain, with its boundaries indicated by the blue lines.[START_REF] Yamane | Growth of low defect density GaP layers on Si substrates within the critical thickness by optimized shutter sequence and post-growth annealing[END_REF] 

  Figure 1.7 Illustration of antiphase domain and antiphase boundaries in zinc blende structure, projection in the [110] direction.

  Figure 1.9 2D presentation of lattice strain of GaP epilayer grown on a a) nominal Si substrate, b) vicinal Si substrate misoriented by α°

  Figure 1.10 A 2D schematic representation of a) elastic strain and b) plastic relaxation at the interface of a heteroepitaxial thin layer grown on a lattice mismatched substrate.For every misfit dislocation, there are always two threading dislocations at the two ends that thread to the layer surface, as illustrated by the example in the SiGe/Si thin film in Figure1.11 a). The treading dislocations can be obviously evidenced by a crosssectional TEM image.Figure 1.11 b) shows a cross-sectional TEM image of an InP/GaP/Si structure, presenting a large number of treading dislocations.[START_REF] Samonji | Reduction of threading dislocation density in InP-on-Si heteroepitaxy with strained short-period superlattices[END_REF] 

Figure 1

 1 Figure 1.12 Characteristic parameters of mosaicity in single crystals[START_REF] Pohl | Epitaxy of Semiconductors[END_REF] 

Figure 1 .Figure 1 .

 11 Figure 1.13 a) Schematic representation of an emerging APD in GaP layer grown on monoatomic stepped Si substrate. The lateral correlation length related to APD (CL) is defined by the distance between two adjacent APB; b) schematic representation of a self-annihilated APD. e Microtwins In zinc blende GaP/Si heterogeneous epitaxial system, a twinning domain can be considered as a 180°C rotation of the {111} planes of the main phase around a [111] type axis. Microtwin (MT) is defined as a sequence of small twinning domains. As shown in Figure 1.14 a), the nominal GaP {111} planes are inclined by 54.7° from the (001) plane and the MT planes are inclined by 15.9°. Four MT variants can be obtained due to the fourfold symmetry of the zinc blende GaP crystalline structure, called MT (111), (1-11),

  Figure 1.14 a) Geometrical stretch of nominal GaP (111) and MT (11-1) plane inclinations in a thin film of GaP. b) Skibitzki notation of MT variants. MT-A, C, B, D correspond respectively to MT-(11-1), (111), (1-11) and (-111). Two factors are used to characterize the MT density. The first one is the MT volume fraction, i.e. the percentage of MT domains in the whole GaP layer. The second one is the correlation length (CL) in the lateral and longitudinal direction, giving rise to the average MT size (Figure 1.14 a)).

  Bragg's condition X-ray diffraction from a crystal can be considered as scattering from atoms located at a set of crystallographic planes (hkl). Assuming θ the value of both incident angle and emergent angle, k i and k s are reduced scattering vectors along, respectively, the incident and scattered directions, with | k i | = | k s | = 1/λ. The scattering vector is defined by S = k sk i , as illustrated in Figure 1.15. The direction of S is perpendicular to (hkl) planes with the magnitude |S| = 3456 7 .

Figure 1 .

 1 Figure 1.15 Illustration of X-ray scattering geometry from the (hkl) planes

  the wavelength of the incident x-ray. In this condition, |S| = vector of reciprocal lattice, that is, S = G.

Figure 1 . 16

 116 Figure 1.16 Illustration of Ewald Sphere construction, Projection on 2D.

  measurement of the scattered intensity I for all possible values of S. The distribution of I(S) in the reciprocal space, is called a Reciprocal Space Map (RSM). RSM around a RELP HKL, involving the intersection between the RELP and the Ewald Sphere surface, gives information on the HKL planes and furthermore the crystal microstructure. The RSM is a powerful method for structural characterization of heterostructures.[START_REF] Bauer | High Resolution X-ray Reciprocal Space Mapping[END_REF] 

Figure 1 .

 1 Figure1.17 schematically represents a RSM around 224, with respect to the Ewald Sphere described above. It has to be noticed that only the RELP marked with a black solid dot can be studied by conventional X-ray techniques, since the two grey semi-spheres covers the region where incident or emerging beam is below the crystal surface, and the RELP outside the limiting sphere are inaccessible to the X-ray beam. Such measurement is generally acquired using a conventional ω-2θ diffractometer, with the incident X-ray beams fixed when the sample rotates to change the ω angle and the detector arm rotates to change 2θ. Three typical linear scan types are depicted in the figure: ω scan where only ω angle changes and the 2θ angle is kept at a constant value, ω/2θ scan where the sample rotation angle ∆ω and the detector rotation angle ∆2θ are coupled such that ∆2θ=2×∆ω, and 2θ scan where the sample is fixed and the detector arm rotates around a 2θ Bragg position. The RSM is usually done by performing a series of ω/2θ scan at different ω settings. It is important to distinguish two ω scan types, that is, rocking-curve scan and transverse scan: rocking-curve scan is performed with an open-detector and transverse scan is high resolution ω scan performed with channel-cut in the diffracted beam path in order to differentiate contributions orthogonal and parallel to the sample surface. The transverse scans are more accurate in the characterization of a thin film with mosaic structure.

Figure 1

 1 Figure 1.17 Different scan type presented in Ewald Sphere

source (Figure 1 .

 1 Figure 1.18 Measurement of crystalline planes of different orientations. a) Conventional ω/2θ scan to study the planes parallel to the sample surface, b) asymmetric ω-2θ using ω offset to compensate the crystalline plane tilt, c) 4-circle measurement using ψ offset to compensate the tilt.

Figure 1 .

 1 Figure 1.19 Scheme of a four-circle diffractometer with variable azimuth ϕ and tilt angle ψ 78 The intensity I(ϕ,ψ) recorded in the 4-circle measurement can be represented on a 3D reference sphere. Figure 1.20 illustrates the spherical projection of crystal planes on the reference sphere for a cubic lattice crystal. The crystal is placed at the center of a reference sphere. The intersection between the plane normal and the sphere is called a pole. The origin of azimuth angle ϕ is fixed at the radius along the [010] direction and ψ is defined as the angle between the plane normal and [001] direction. The poles of all the planes form a spherical projection of the coordinates (ϕ,ψ). Such a spherical projection allows conservation of the angle between planes, which can be measured from the great-circle distance between the two corresponding poles and the sphere radius. In Figure 1.20, poles corresponding to several representative faces are marked on the reference sphere with a black point.

Figure 1

 1 Figure 1.20 Spherical projection of a cubic crystal

Figure 1 .

 1 Figure 1.21 b) shows the stereographic projection of the poles in Figure 1.17, and we call this a pole figure. A four-circle measurement displays such a pole figure.

Figure 1

 1 Figure 1.21 Stereographic projection 1.3 Analysis of heteroepitaxial layers by X-ray scattering techniques

Figure 1

 1 Figure 1.22A thin film with a lateral limited size a and a thickness T in real space and its interpretation in reciprocal space.

Figure 1 .

 1 23 b) shows a 224 RSM of the same sample. Here we can also conclude that the epilayer is fully strained.

Figure 1

 1 Figure 1.23 a) 004 RSM and b) 224 RSM on a 20-nm-thin GaP/Si sample. The calculated position of Si substrate, fully strained and totally relaxed GaP are marked respectively by red cross, black spot and black star. The alignement of Si center and GaP center in the S // direction indicate that the epilayer is fully strained. 79

Figure 1

 1 Figure 1.24 ω/2θ scan profiles of specular 004 diffraction from a series of GaP/Si samples.69

  Figure 1.25 a) Schematic presentation of mosaic structure composed of disoriented small blocs b) Peak broadening due to mosaic tilt 84

Figure 1

 1 Figure 1.26XRD 004 ω-2θ scan profile displaying thickness fringes, the layer thickness is measured to be 114 nm for a 100 nm-thin GaPN/GaP film.[START_REF] Nguyen Thanh | Silicon photonics based on monolithic integration of III-V nanostructures on silicon[END_REF] 

Figure 1 .

 1 Figure 1.27 Reciprocal lattice points of GaP. The black, blue and red solid circles represent strong, medium and weak reflections. The green and orange ellipsoids represent respectively the MT-A and MT-C spots.

  Figure 2.1 a) Schematic representation of the Si(001) wafer orientation. b) The vicinal substrate shows a miscut of 6° towards the [110] direction. Indeed, on such a vicinal surface, both single-layer steps and double-layer steps can be formed. The relationship between the miscut angle α, the atomic step height d and the average terrace length D can be described as following: tan α =d/D. Eq. 2-1 Knowing that for single layers 8 = a b and for double layers 8 = 2 ! a b , with a 0 = 0.5431 nm the lattice constant of silicon in the [001] direction. Then the terrace lengths D are calculated for different miscut angles and the results are listed in Table 2.1.

  Figure 2.2 Illustration of Si surface presenting a) alternation of S A and S B single steps with (1×2) and (2×1) domains b) D A double steps with single (1×2) domain and c) D B double steps with (2×1) single domain. The dimerization direction on the upper terrace near a step is perpendicular (for S A and D A ) or parallel (for S B and D B ) to the step edge, They also calculated the formation energies per unit length λ for the four types of steps: ? P c d 0.01 e 0.01 f / , ? P g d 0.15 e 0.03 f / , ? h c d 0.54 e 0.10 f / , ? h g d 0.05 e 0.02 f / .

Figure 2 .

 2 Figure 2.3 shows the evolution of double steps formation as a function of miscut angle, 91 measures under the same thermal conditions (heated for 30 sec at 1525K). The closed squares represent the relative population of the (1×2) domain which decreases with the increase of miscut angle. The open squares represent the percentage of double steps, which increases witht the miscut angle. Both demonstrate that higher miscut angle facilitates the formation of D B double steps.

Figure 2 . 3

 23 Figure 2.3 Relative population of the (1×2) domain (closed squares, left axis) and percentage of double steps (open squares, right axis) as a function of miscut angle.[START_REF] Swartzentruber | Behavior of steps on Si(001) as a function of vicinality[END_REF] 

Figure 2

 2 Figure 2.4 a) Cross-sectional SEM image and inserted AFM image of Si homoepitaxial layer grown on the Si substrate cleaned by modified RCA process; b) HRTEM images of a GaP epilayer grown on the Si substrate cleaned by modified RCA process; c) Cross-sectional SEM image and inserted AFM of Si homoepitaxial layer grown on the Si substrate cleaned by optimized HF cleaning process.[START_REF] Wang | Abrupt GaP/Si hetero-interface using bistepped Si buffer[END_REF] 

Figure 2 .

 2 Figure 2.4 b) presents the cross-sectional HRTEM image of a GaP layer grown directly on a Si substrate freshly chemically prepared by the modified RCA process. The

Riber compact 21

 21 solid source MBE chamber devoted to III-V compound growth, as shown in Figure 2.3. Both chambers are equipped with a Reflection High-Energy Electron Diffraction (RHEED) system composed of a RHEED Gun and a fluorescent screen, operating at 30 keV for UHVCVD and 12 keV for MBE, in order to monitor the growth in-situ.

Figure 2 . 5

 25 Figure 2.5Schematic representation of the UHVCVD-MBE growth cluster. The UHVCVD reactor for group IV growth is linked to the MBE reactor for group III-V growth by a UHV transfer tunnel maintained at 10 -9 Torr.[START_REF] Quinci | Defects limitation in epitaxial GaP on bistepped Si surface using UHVCVD-MBE growth cluster[END_REF] 

Figure 2 . 6

 26 Figure 2.6 Notation of two azimuths: az1at φ=0° and az2 at φ=90°.

  Laboratory X-ray diffraction experiments have been performed on a 4-circle Brucker D8 Diffractometer, at the Institut des Sciences Chimiques de Rennes of University of Rennes 1. X-rays are generated from a Cu source and collimated by 1D Gobel Multi-layer Mirror placed on the linear focus window of a standard sealed tube. The feeding power is set at 40 kV/40 mA. Two different modes of this instrument have been applied for different type of measurements: a hith resolution mode and a low resolution mode.

Figure 2 .

 2 Figure 2.7 illustrates the optical arrangement for the hith resolution mode. The source slit is placed at the exit of the source tube to reduce the horizontal width of the beam. A 4-

Figure 2 . 7

 27 Figure 2.7 Optical arrangement for high resolution mode

Figure 2 .

 2 Figure 2.8 represents the basic optical arrangement for low resolution mode. No monochromator is used, but instead, the beam size is limited in height and width to about 2×2 mm 2 by a cross slits system to produce a quasi-point beam and a Ni filter is placed before the detector to reduce the K β pollution and to select the mean K α rays with a wavelength of 0.154184 nm. In low resolution mode, the LynxEye detector is used in point detector mode, with an 8 mm width aperture in the horizontal direction and the full width aperture (about 15 mm) in the vertical direction.

Figure 2 . 8

 28 Figure 2.8 Optical arrangement for low resolution modeThe goniometer geometry is showed in Figure2.9. The sample can be rotated around 3 circles and the detector can be rotated around 1 circle.

Figure 2

 2 Figure 2.9 4-circle goniometer of the Brucker D8 Discover diffractometer with illustration of sample and detector motions

Figure 2 .

 2 Figure 2.10 Sketch of the optic system on the BM02 -D2AM French CRG Beamline. Source: D2AM webpage The beamline is equipped with a Kappa goniometer, allowing users to record data in and out of the polarization plane.Figure 2.11 gives a schematic representation of the

Figure 2 .

 2 11 gives a schematic representation of the goniometer overview. All the angular motions have a resolution lower than 0.001°, the confusion sphere being smaller than 50 µm.

Figure 2

 2 Figure 2.11 Sketch of the Kappa goniometer, at position CHI=0. The X-rays arrive from the direction parallel to x.

Figure 2 . 12 A

 212 Figure 2.12 A typical initial image taken on the XPAD detector. This is an image on the GaP 004 reflection of a 45 nm-thin GaP/Si sample. The detector to sample distance D d-s is measured as following. Let's consider that the position (X,Y) of the incident beam spot moves vertically or horizontally with the motion of the detecter arm in vertical direction (DEL) or in horizontal direction (NU). By fixing a reference point O and taking several images on different DEL or NU positions, the D d-s can be estimated as h A = 8 tan H , where δ is the angular detector motion, and d the translation of the incident beam spot on the detector image, as illustrated in Figure 2.13.
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 21323 Figure 2.13Illustration of the measurement of the distance between the detector and the sample center2.3 Other analytical techniques

  All TEM and STEM measurements in this work have been realized in collaboration with M. Bahri, G. Patriarche, L. Largeau at the Laboratoire de Photonique et Nanostructures (LPN) in Marcoussis, France, and with A. Ponchet and J. Stodolna at the Centre d'Élaboration de Matériaux et d'Etudes Structurales (CEMES) in Toulouse, France.

Figure 3 .

 3 1 is a detector image taken around the GaP 002 Reciprocal Lattice Node (RLN) for a sample of 20-nm-thin GaP/Si(001) 4°-off, with an exposure time of 300 seconds. The elongated spot corresponds to the reflection of MT-A. The integral widths deduced from cuts over the MT RLN in the longitudinal and transversal directions, as depicted by the dashed arrows in the figure, give correlation lengths of structural defects, uàsed to estimate the corresponding average MT sizes 105 .

Figure 3 . 1

 31 Figure 3.1 Evidence of MT reflection around the nominal GaP 002 reflection for a 20-nmthin GaP/Si(001) 4°-off sample and illustration of correlation length measurement: longitudinal and transversal cuts through the MT streak are indicated by dashed lines with double sided arrows.

  Figure 3.2 shows the ω scan images (detector imges) of MT-D for sample S1200, a 45-nm-thin GaP grown on Si(001) 6°-off (before growth parameter optimization). The intensity of MT RLN reaches the maximum at ω c and keeps decreasing when the ω moves apart away from the center.

Figure 3 . 2 ω

 32 Figure 3.2 ω scan around the MT-D RLN of sample S1200, with a step size of 0.25°. The exposure time of each image is 20 seconds. The maximum intensity of the MT spot is seen at ω c . The integrated intensity of the MT RLN is considered to be proportional to the overall volume of MT inside GaP layer. Figure 3.3 a) shows the sum of the 11 images for every MT variant of S1200, so that the overall volume of the RLN is integrated. Strong reflection intensities are clearly evidenced on the 4 variants, indicating a high MT volume density. Anisotropy of MT intensities is observed, with MT-A the most intense, which could be attributed to the atomic steps on the substrate surface (see 3.4.1). Such nonoptimized sample also displays rough surface (r.m.s. roughness = 7.1 nm) as measured by the 5×5 µm 2 AFM image in Figure 3.3 b). This roughness is correlated to the presence of a high density of emerging APBs, as described in the following chapter.

Figure 1 .

 1 14), the nominal GaP {111} planes are inclined by 54.7° from the (001) plane while the 4 MT variants planes are inclined by 15.9°. For GaP thicknesses below the critical one that is around 90 nm in the GaP/Si(001) case[START_REF] Takagi | Lattice relaxation process and crystallographic tilt in GaP layers grown on misoriented Si(001) substrates by metalorganic vapor phase epitaxy[END_REF][START_REF] Soga | Dislocation generation mechanisms for GaP on Si grown by metalorganic chemical vapor deposition[END_REF] , we can consider that the GaP layers are fully strained when grown on the Si substrate. The principle of XRD pole figure method is to set the 2θ and ω angles to the strained GaP 111 Bragg position very close to the Si 111 position, especially since the detection angle of acceptance is large in the case of the pole figure experiments, allowing to harvest both the GaP 111 and Si 111 Bragg intensities at the same detector position. Then, the orientations of the (111) planes are determined by bringing them perpendicular to the scattering vector, using φ angular scans (polar angle) at successive χ values (sample inclination with respect to the incident X-ray beam), as depicted in Figure1.18 c). The GaP and MT reflections are expected to be observed at χ around 54.7° and 15.9°, respectively, for samples grown on nominal Si(001) substrate.

Figure 3 .

 3 Figure 3.4 a) shows a typical 111 pole figure taken for GaP thin layer grown on a nominal Si(001) substrate (that is, the (001) direction is the substrate surface normal). The pole figure is drawn using the φ and χ polar coordinates, such that φ represents the polar angle and χ the radial distance from the origin. The MT variants are observed on the pole figure around χ = 16°. The four spots near χ = 55° correspond to the GaP 111 nominal reflections. Actually, the low resolution XRD doesn't allow separating the GaP and Si reflections, thus the diffracted intensity evidenced in the figure comes mainly from the Si substrate due to its far higher effective scattering volume as compared with the GaP thin layer. Figure 3.4 b) shows the pole figure for sample S1189, GaP layer grown on vicinal Si(001) 6°-off substrate. Due to the 6° misorientation, the MT-A and MT-C, as well as the corresponding 111 nominal reflections are shifted in χ by ± 6°, while a φ shift and MT reflections distortion are observed on MT-B and MT-D.

Figure 3 . 5

 35 Figure 3.5 Illustration of ROI definition and MT intensity integration on the pole figure The I MT (normalized so that without unit) is indeed neither the intensity initially scattered by the MTs, nor the MT volume density. It can be seen as a merit factor directly proportional to the MT volume fraction. Figure 3.6 a) shows the I MT measured from the pole figures for three non-optimized samples grown on Si(001) 6°-off substrate, using

Figure 3 .Figure 3 . 6

 336 Figure 3.6 b) shows the quantification by synchrotron images for the same samples, referenced from the thesis of Tra Thanh Nguyen.[START_REF] Nguyen Thanh | Silicon photonics based on monolithic integration of III-V nanostructures on silicon[END_REF] 

  4.1. The synchrotron quantification (and also the rocking-curves that will be presented in the next part) shows a stronger intensity on MT-A than on MT-C, being consistent with the literature, while the pole figure quantification shows the contrast. Two factors should be taken into consideration to correctly use the pole figures for MT density quantification. First, the layer thickness along with the incident and emergent beam angles determines the effective scattering volume, that is to say, the MT intensities measured on different variants correspond to different volumes of GaP layer. Second, the pole figures are not well centered due to the 6 degrees' miscut, so that the ϕ scans' linear speeds are not the same on the 4 MT variants that are located at different χ positions. As shown in Figure 3.7, the spot of MT-A is much smaller than that of MT-C, while in a nominal sample shown in Figure 3.5 the 4 MT spots exhibit the same shape. This indicates a signal loss on MT-A, since the scan over MT-A at χ=22° is 2.2 times much faster than that over the MT-C at χ=10°.

Figure 3 . 7

 37 Figure 3.7 Pole figure represented in Cartesian coordinate system for GaP layer grown on vicinal Si substrate (S1189). The diffraction spot of MT-A is much smaller than the others, indicating a loss of signal due to the higher scan speed.

  Figure 3.8 shows an example of the RC scans performed on the MT variants of the sample S1180.

Figure 3

 3 Figure 3.8 Rocking-curve scans on 4 MT variants of S1180 fitted with a Pseudo-Voigt function, for extraction of I max , I bg ("I0" in the figures), and IB.

Figure 3 . 9

 39 Figure 3.9Sketch of effective scattering volume in a thin layer, with I 0 and A 0 the intensity and cross section of the incident X-ray beam, ω and 2θ-ω the incident and emergent angle and T the layer thickness.

Figure 3

 3 Figure 3.10 Cross-sectional STEM image evidencing the presence of intercrossing MTs in a sample with high MT density. (LPN)

the 45 -

 45 nm-thin GaP thin layers grown on Si(001) 6°-off substrate by conventional MBE technique at respectively 350°C, 400°C, 450°C, 500°C, 550°C and 600°C. Firstly XRD experiments including pole figures, ω/2θ scans and ω scans are presented to show the Chapter 3 Quantification of MT density for growth condition optimization 59 influence of growth temperature on the structural quality of the GaP epilayer. Then a discussion on MT formation mechanism is given, related to the growth conditions. a Reduction of MT density at higher growth temperature In the XRD pole figures, the GaP layers grown at low temperature (< 500°C) present strong MT intensity while a dramatic reduction of MT intensity is observed for samples grown at temperatures higher than 500°C (Figure 3.11).

Figure 3

 3 Figure 3.11 Pole figures on the 45-nm-thin GaP thin layers grown by MBE on Si(001) 6°-off at increasing temperatures, revealing a high intensity of MT reflections for samples grown below 500°C (S1254, S1255 and S1256) and a dramatic reduction of MT intensity for those grown above 500°C (S1264, S1265 and S1266).

Figure 3

 3 Figure 3.12 Corrected volume fractions of MT variants measured by pole figures, on samples grown by MBE at increasing temperatures, revealing a dramatic reduction of MT density at higher growth temperatures.

  (16.9-I(T))

  Figure 3.14 a) ω/2θ scans around the GaP 004 reflection for this series of samples: The vertical red line and blue line indicate the reciprocal space positions of the fully strained GaP and the theoretical one, respectively, b) illustration of RLN positions of the strained and relaxed GaP layer, with respect to the Si substrate.

  Figure 3.16 5×5 µm 2 AFM images of a) S1254 grown at 350°C and b) S1266 grown at 600°C, respectively showing a r.m.s. roughness of 2.06 nm and 5.70 nm for the two samples. b Discussion on MT formation and prevention

  Figure 3.17 HRTEM images of GaP/Si grown by MBE, with a) 5 eq-ML thick layer, showing the formation of isolated round-shape GaP islands at the interface, b) 15 eq-ML thick layer, showing the generation of stacking faults at the interface during the expansion and coalescence of GaP islands.127

Figure 3

 3 Figure 3.18 Formation of an intrinsic stacking fault on a {111} facet. 129

Figure 3 . 3

 33 Figure 3.19 a) shows the XRD pole figure performed on sample S1319, a 45-nm-thin GaP layer grown on a Si 6°-off substrate using the MEE growth technique at 350°C. When compared to the MBE-grown samples of same thickness and under same temperature (S1254), S1319 shows much lower MT intensity and smoother surface with a r.m.s. roughness of 0.97 nm, as measured from the 5×5 µm 2 AFM image (Figure 3.19 b)).

Figure 3 .

 3 Figure 3.22 Structural characterization of S1330 by a) pole figure, showing very weak MT intensity, b) 5×5µm 2 AFM image, showing a smooth surface with a r.m.s. roughness of 0.3 nm.Complementary MT analysis is given by cross-sectional HRTEM-BF images on S1319 and S1336 (grown under exactly the same conditions as S1330). The experiment has been carried out in collaboration with A. Ponchet and J. Stodolna at CEMES in Toulouse, France. Both S1319 and S1336 present some MTs generated at the GaP/Si interface. The MT density is slightly lower in S1336, confirming the results of the XRD analysis. Indeed, plan-view TEM observation on larger field showed a MT surface fraction of 5% for S1319 and 4% for S1336.

1

 1 Figure 3.24 Anisotropy factors as a function of growth temperature

  shows a peak value at 500°C. Samples grown at lower temperature, either by MBE or by MEE, shows a relatively weak anisotropy. Finally, samples grown under same temperature using same growth mode can present different anisotropy factors, that is to say, other parameters (especially Si surface preparation) can also influence the anisotropy characteristics (or kink density).We attribute the anisotropic phenomenon to the role of atomic steps on MT generation and propose a kinetic mechanism of staking fault and MT formation from the step edges, after a discussion with A. Ponchet (CEMES, Toulouse, France). Assuming that the Si surface prior to the Ga growth is perfectly crystallized without any defects nor any contaminants, and only presents D B double steps, as shown in the Figure3.25 a). Only the Ga atoms being capable to form two Ga-Si bonds can be firstly incorporated, and perfectly cover the Si surface (Figure3.25 b). Then one monolayer of P atoms is deposited, each form two P-Ga bonds (Figure3.25 c). The growth continues with the correct deposition sequences and a perfect GaP/Si layer is formed without any defects. However, this is a hypothetical ideal case which cannot be true in reality.

Figure 3 .

 3 Figure 3.25 Illustration of GaP layer growth on a D B -type Si surface. a) the D B -type surface before growth, with Si dimers parallel to the step edges; b) the deposition begins with a perfect coverage of Ga atoms on the Si surface; c) a monolayer of P atoms are deposited and perfectly bonded to the Ga atoms; d) the growth continues correctly and no defect is formed.

Figure 3 . 26

 326 Figure 3.26 Formation of stacking fault and twin from the step edge. a) the deposition begin with the Ga atoms and the Si surface is partially covered by the Ga atoms with a vacancy site at the upper part of the step edge; b) a layer of P atoms are deposited with an adsorbed P atom at the step edge; c) the P atom is rotated round itself; d) a Ga atom is adsorbed by the P atom and rotated; e) the adsorbed Ga atom forms stable bonds with newly coming P atom, and a stacking fault along with a single layer twin is created; f) a dislocation is introduced to close the two domains.

Figure 4 .

 4 Figure 4.1 illustrates the X-ray scattering geometry for the RSM of GaP/Si(001) misoriented by 6° toward the [110] direction. k i and k f are the reduced scattering vectors along respectively the incident and scattered directions, with |k i | = |k f | = 1/λ. The scattering vector S is defined as k fk i and collinear with [001]. The in-plane direction (S x ) iscoplanar with the scattering plane defined by k i and k f , and parallel to the projection of S ([001] vector) onto the sample surface. The out-of-plane direction (S z ) is the growth direction that is normal to the sample surface. At this azimuthal scattering condition, the incident X-ray beams are parallel to the [-1-10] direction and the 00L reflections are nearly specular (not strictly specular) since the 6° miscut results on a shift of ω (i.e. ω = θ+6°), which also allows the highest transverse resolution (when the miscut results in a non-zero value of the χ angle, a significant broadening of transverse scans is indeed observed due to a rotation of the linear beam footprint). The advantage of using such (S x , S z ) coordinates in this azimuthal condition is that the epilayer reciprocal lattice node (RLN) falls at the same S x position as the substrate RLN. The elongation of the RLN along the S z direction is inversely proportional to the layer thickness and is accompanied by thickness

Figure 4 . 1

 41 Figure 4.1 Illustration of the scattering geometry on GaP/Si(001) misoriented by 6° toward the [110] direction, with incident X-ray beams along the [-1-10] direction and the nominal Bragg position is found at ω = θ+6°.

Figure 4 .

 4 Figure 4.2 shows typical RSMs around the 002, 004 and 006 nearly specular reflections of the GaP/Si heteroepitial system, obtained on sample S1330 (a 10-nm-thin MEE GaP layer grown at 350 °C followed by 35-nm-thin MBE GaP layer grown at 500 °C). The experimental angular coordinate have been converted into the surface azimuth coordinate (S x , S z ) using the following relationship: • P = LM 6 7 P n = P • <= 6° P ' P • RS< 6°

Figure 4

 4 Figure 4.2 Laboratory XRD RSM around 002, 004 and 006 nearly specular reflections for S1330. The red line rectangles indicate the S z boundaries for transverse scan extraction, corresponding to 0.03 nm -1 height centered on the GaP CTR in S z direction.

Figure 4 .

 4 Figure 4.3 shows the transverse scans extracted from the above RSMs. The abscissa axis is expressed on ∆S with the profile peak located at ∆S = 0. Both 002 and 004 transverse scans display two-component line-shapes: a resolution-limited thin peak due to the long-range structural correlation length (characteristic of a heteroepitaxial thin layer) and a diffuse-scattering broad component from the shorter-range correlation length. The integral breadth (IB) of the thin peak indicates a very regular lattice spacing and good parallelism of the epitaxial GaP atomic planes, over a relatively long in-plane distance.

  Figure 4.3 Transverse scans extracted from the 002, 004 and 006 nearly specular RSMs shown in Figure4.2, fitted by Pseudo-Voigt functions. 002 and 004 transverse scans display twocomponent line-shape while the thin peak is lacking on the 006 transverse scan.

Figure 4 .

 4 Figure 4.4 shows the detector images of the sample S1330 at the nominal Bragg positions of the nearly specular 002, 004, 006, 008 and 0010 reflections, taken in the azimuthal condition "az1" with the incident X-ray beams along the [-1-10] direction.

Figure 4 . 4

 44 Figure 4.4 Detector images of S1330 at the center of the nominal Bragg positions of the nearly specular 002, 004, 006, 008 and 0010 reflections, carried out on the BM02 beamline at ESRF. Red line rectangle and yellow line rectangle indicate the vertical boundaries for transverse scan extraction and Si diffuse contribution extraction, respectively. Equidistance white dashed lines on 004 indicate the center of respectively the diffuse extraction, Si peak and the GaP peak.

  Figure 4.5Transverse scan profiles extracted from the synchrotron reciprocal images for S1330, fitted by Pseudo-Voigt functions. The Si diffuse contribution strongly influences the broad peak of GaP 004 and 008 reflections.

  ones since they are sensitive to different types of defect. Therefore, ∆M and ξ x-APD are extracted from the 002 and 006 transverse scan broadenings that are considered mainly due to the APD defect contribution as explained above. The extracted ξ x-APD corresponds to the average APD size in the lateral direction in the case of low defect density of other nature. It also corresponds to the mean distance between two antiphase boundaries (APB), in the case of a high APB density 141 and equilibrium between phase and antiphase domains. Moreover, since the ∆M in the crystal remains the same when performing 004 RSM, the straight line connecting the 004 point and the intercept allows the extraction of the defect correlation length related to other type of planar defects (ξ x ). The detailed transverse scan analyses (IBs, QF, WHL plots) will be shown along with the samples for growth condition optimization.
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 21 Annihilation of APD at high growth temperature a Reduction on APD density evidenced by TEM images This study has been carried out on a series of 20-nm-thin GaP layers grown on Si(001) substrate 4° off along the [110] direction, by MEE at respectively 350 °C, 400 °C, and 580 °C. Here I present the APD characterization using TEM imaging. The experiment has been carried out in collaboration with A. Ponchet and J. Stodolna at CEMES in Toulouse, France. The images have been recorded using a Philips CM30 in high resolution or conventional mode with an acceleration voltage of 300 kV. The specimens were prepared by mechanical polishing and ion thinning.

Figure 4 .

 4 6 shows the plan-view TEM dark field (DF) images of the samples. The black contour lines in the image indicate the emerging APB and the black spots likely correspond to the projection of self-annihilated APB. We can find from the images that the APB density decreases and the APD size increases when the growth temperature increases. XRD studies[START_REF] Németh | Transmission electron microscopic investigations of heteroepitaxial III/V semiconductor thin layer and quantum well structures[END_REF] revealed that the correlation lengths of APDs are respectively 17.4 nm, 17.2 nm and 22.5 nm for these samples, also indicating larger APDs at higher temperature (>500°C). The reduction of APD density at higher temperature can be explained by the fact that the emerging APBs lying on {110} planes tend to kink to the{111} planes or {112} planes, leading to a self-annihilation[START_REF] Volz | GaP-nucleation on exact Si (001) substrates for III/V device integration[END_REF][148][149][150] (see detailed discussion in the Section 4.3).

Figure 4 . 6

 46 Figure 4.6 Plan-view TEM DF images for the 20-nm-thin GaP/Si 4°off grown by MEE mode at increasing temperatures. (CEMES) Although higher growth temperature lowers both APD and MT density (synchrotron XRD studies showed the absence of MT at 580 °C86 ), the surface roughness increases, as shown in the cross-sectional TEM DF images of the three samples (Figure 4.7). For the sample grown at 350 °C, the surface is relatively flat, with a slight undulation caused by the emergent APBs. For sample grown at 400 °C, the domains become larger and the surface undulation becomes sharper. At 580 °C, in addition to the emergent APBs, deep grooves forms at the top of the APD annihilation regions, leading to a very rough surface.

Figure 4 . 7

 47 Figure 4.7 Cross-sectional TEM DF images of the 20-nm-thin GaP/Si 4°off grown on MEE mode at increasing temperatures. (CEMES)

Figure 4 .

 4 8 shows two magnified TEM DF images, clearly evidencing two types of APDs: the triangle shaped self-annihilated APDs (SA-APD) are formed at the GaP/Si interface and annihilated within the layer, while the emerging APDs (E-APD) cross through the whole layer up to the layer surface. It is also evidenced that the surface roughness is closely related to a high density of APDs, especially the emerging APDs.

Figure 4 . 8

 48 Figure 4.8 Evidence of two types of APDs by cross-sectional TEM DF image. (CEMES)The TEM technique is a powerful technique for obtaining local information at the sample surface or in a cross section, and is capable to visualize both self-annihilated APBs and emerging APBs. XRD transverse scan analysis, on the other hand, allows statistical evaluation of defect density in large volume, but can't distinguish the two types of APBs.XRD measurement combined with TEM images and other microscopy techniques guarantees a complete study of sample structural quality.

roughness of 2 .Figure 4

 24 Figure 4.9 5×5 µm 2 AFM images and height profiles extracted along the [110] direction for a series of 45-nm-thin GaP/Si samples grown by MBE at 350 °C, 500 °C and 550 °C.

Figure 4 . 10 represents

 410 the detector images acquired at the center of the 00L nominal Bragg positions, at the Beamline BM02 under the same experimental conditions as S1330 (Figure 4.4).

Figure 4

 4 Figure 4.10 Detector images of S1319 centered at the nominal Bragg positions of the nearly specular 002, 004, 006, 008 and 0010 reflections, carried out on the BM02 beamline at ESRF.

Figure 4

 4 Figure 4.11 IB and QF as a function of diffraction order, deduced from the transverse scans of S1319 extracted from the detector images.

Figure 4

 4 Figure 4.12 WHL plots of S1319 for synchrotron image analysis at two azimuths For S1330, we have already shown the lab RSMs and synchrotron detector images taken at "az1" as well as the corresponding transverse scans (Figure 4.2 to Figure 4.5).

Figure 4

 4 Figure 4.13Synchrotron reciprocal space image around the GaP 0010 reflection at the azimuth "az2", displaying an irregular shaped diffraction spot. The extracted transverse scan doesn't permit a correct Pseudo-Voigt fitting.

Figure 4 .Figure 4

 44 Figure 4.14 shows the evolution of IBs and QFs as a function of diffraction order for both synchrotron measurements and the laboratory measurement, for sample S1330. When compared to the sample S1319, we find that the differences of IBs on same diffraction

  Figure 4.15 Williamson-Hall-like plot of S1330 deduced from transverse scans extracted from a) Synchrotron detector images at azimuth "az1", b) Synchrotron detector images at azimuth "az2" and c) Laboratory RSMs at azimuth "az1" Since the WHL analysis gives an evaluation of mean distance between APBs but doesn't permit distinguishing the emerging APD and the self-annihilated APDs, crosssectional STEM Bright Field (BF) images are used for complementary visualization of the APDs with high resolution. The APBs constituted of "III-III' or "V-V" atomic bonds are regarded equivalent to stacking faults and evidenced by diffusion contrast in the STEM-BF imaging. The experiments have been carried out in collaboration with M. Bahri, G. Patriarche, L. Largeau from LPN in Marcoussis, France (OPTOSI ANR project). Figure

Figure

  

4 .

 4 16 shows two STEM-BF images of S1330. Although an APD is self-annihilated, the annihilation occurs very close to the epilayer surface, making the APD passing through almost the whole layer (Figure 4.16 a)). Emerging APBs are clearly shown in Figure 4.16 b), resulting in pits on the layer surface. The average distance between the emerging APBs are estimated in the order of 20 nm, consistent with the XRD measurement.

Figure 4 .

 4 Figure 4.16 Cross-sectional STEM-BF image of S1330 for a) evidence of two types of APB, and b) showing surface pits originating form E-APB. (LPN)

Figure 4 .

 4 17 a) shows the high resolution cross-sectional STEM-HAADF image of the sample with the GaP layer directly deposited on the Si surface prepared by the modified RCA process. The GaP/Si interface is diffuse and waviness.Figure 4.17 b) shows the interface for the sample with GaP grown on the Si substrate cleaned by the "HF optimized" process. The interface is more clearly distinguished. But no periodic atomic steps can be observed.

Figure 4 .

 4 Figure 4.17 Cross-sectional HRSTEM-HAADF images of (a) GaP epilayer directly grown on the modified RCA process prepared Si surface, (b) GaP epilayer directly grown on the "optimized HF" process prepared Si surface. (CEMES)

Figure 4

 4 Figure 4.18.

Figure 4 .

 4 Figure 4.18 Cross-sectional HRSTEM-HAADF image of GaP epilayer grown on the optimized HF process prepared Si surface, with a homoepitaxial Si buffer layer prior to the GaP growth. Inset is the magnified image of the enclosed zone, showing the inversion of Ga-P dumbells from one side of an APB to the other side. (CEMES) Indeed, a surface reconstruction has been observed by RHEED during the growth. A 2×n pattern is observed, as shown in Figure 4.19 a).Figure 4.19 b) illustrates the beam

Figure 4 .

 4 Figure 4.19 a) RHEED Pattern showing a 2×n pattern observed during the homoepitaxial growth of Si buffer layer, b) Illustration of RHEED beam directions with respect to the atomic steps on the Si surface The mean value of n can be roughly calculated with n = L/l, where L and l represent the diffraction spots interval from respectively the surface lattice and the terrace length along [110] direction 161 . Figure 4.20 shows the cross profile of peak analysis from the RHEED pattern. The average values of L and l are measured to be 57.4 and 8.1 (arbitrary units) respectively, giving rise to n ~ 7, corresponding to a terrace length of 2.69 nm.

Figure 4

 4 Figure 4.20 RHEED pattern cross profile analysis for measurement of average L and l values. Red upward pointing arrows indicate the diffraction spots from the surface lattice along [1 1 0] direction and blue downward pointing arrows indicate the diffraction spots from the steps length.

Figure 4 .

 4 Figure 4.21 shows the synchrotron detector images around the 002 reflection at azimuth "az1", with indicent X-ray beams along the [-1-10] direction and the nominal Bragg positions at ω = θ + 6°. The exposure time is 300 seconds.MT signals are very weak on S1296 (with 1.1 ML of Ga), a little stronger on S1298 (with 0.93 ML of Ga) but not observed on S1297 (with 0.85 ML of Ga). The surface

Figure 4 .

 4 Figure 4.21 Detector images around GaP 002 carried out at the BM02 beamline at ESRF, evidencing weak MT signal on S1296 (1.1ML) and S1298 (0.93ML), but no MT signal is observed on S1297 (0.85 ML).

Figure 4 .

 4 Figure 4.22 shows the detector images centered on the GaP 002 reflection for sample S1297 at two azimuths. An intense central peak is seen at both azimuths, and "az1"

Figure 4 .

 4 Figure 4.22 Synchrotron detector images of S1297 (0.85 ML) at two azimuths, displaying a strong anisotropy. Both transverse scans display a two-component line shape, as shown in Figure 4.23.

Figure 4

 4 Figure 4.23 Transverse scan profiles extracted from the synchrotron reciprocal images for S1297 at two azimuths, fitted by Pseudo-Voigt functions.

Figure 4

 4 Figure 4.24 Synchrotron detector images of S1296 (1.1 ML) at two azimuths. c Optimized two-step growth sequence

  MEE at 350°C followed by 35 nm GaP growth by MBE at 500°C, which has led to sample S1480. S1480 displays a high structural quality. The MT volume fraction evaluated by pole figure (Figure 4.25 a)) turns out to be less than 1% and the surface smoothness measured on 5×5µm 2 AFM image (Figure 4.25 b)) is about 0.4 nm.

Figure 4

 4 Figure 4.25 a) Pole figure of S1480, showing very weak MT intensity, b) 5×5µm 2 AFM image of AFM, the r.m.s. roughness is measured to be 0.4 nm.

Figure 4 .

 4 Figure 4.26 presents the cross-sectional HRSTEM-BF images of the S1330 and the S1480. Several single isolated MTs are generated at the interface of S1330 (Figure 4.26 a)), while no MT is observed on S1480, which is also confirmed by observations on larger scales in different parts of the sample. This observation is in good agreement with what has been observed by Volz et al., 50 who already showed that an excessive initial Ga coverage increased the number of generated defects. With these growth conditions, the TEM imaging at large field of view allows to give an estimation of the linear density of MTs as low as 5 MTs/µm on S1480.

Figure 4 .Figure 4 .

 44 Figure 4.26 Cross-sectional HRSTEM-BF images of a) S1330 and b) S1480. (LPN) Figure 4.27 shows the RSMs around the GaP 002, 004 and 006 nearly specular reflections taken on lab setup on S1480. Integrations along S x direction have been performed to extract the transverse scans but are not shown here for clarity.

Figure 4 .Figure 4

 44 Figure 4.28 shows the results of the transverse scan analyses. IBs deduced from the broad peaks are respectively 0.037 nm -1 , 0.018 nm -1 and 0.034 nm -1 for 002, 004 and 006 reflections. The QF value for 002 is estimated at 0.98, much higher than that of S1330 measured under the same conditions (0.21), which can be considered as a signature of a

Figure 4 .

 4 Figure 4.29Sz profile extracted from laboratory GaP 002 RSM, evidencing thickness fringes and the measurement of layer thickness from the fringes.

  Figure 4.30 Cross-sectional STEM-BF image of S1480. (LPN)

Figure 4 .

 4 Figure 4.31 Sketch of the growth procedure of S1477 MT density evaluation has been carried out by pole figure. No visible MT signal is observed as shown in Figure 4.32. There are two possibilities: either the MTs have been totally eliminated, or reduced down to the diffractometer detection limit (less than 0.3% in volume fraction).

Figure 4 Figure 4 .

 44 Figure 4.32 Pole figure on sample S1477 where no MT signal is observed

Figure 4

 4 Figure 4.33 5×5µm 2 AFM image S1477 showing surface r.m.s. roughness of 3.32 nm, and the height profiles along the [110] and the [1-10] directions.

  Figure 4.34 Lab RSMs on 002, 004 and 006, reflections for S1477 The corresponding transverse scans are extracted, fitted, and presented in Figure 4.35. The 002 scan shows a two-component shape, with a thin component relatively larger when compared to S1330 and S1480, probabely due to the relaxation induced dislocations. Only one peak can be observed on the 004 and 006. If we compare the IBs and QFs of S1477

Figure 4 .

 4 Figure 4.35 Transverse scans extracted from the lab RSMs, fitted by Pseudo-Voigt functions, and the evolution of IBs as a function of diffraction orders for S1477, S1480 and S1330

Figure 4 .

 4 Figure 4.36 shows the WHL plot of S1477. The lateral correlation length related to APDs (ξ x-APD ) and other defects (ξ x ) are estimated to be 48.6±3 nm and 64.3±4 nm, larger than that of all the previous samples, showing the best structural properties from the XRD analysis point of view, on both MT and APB density.

Figure 4

 4 Figure 4.36 WHL plot of S1477

Figure 4 .

 4 Figure 4.37 shows the cross-sectional STEM-BF image of S1477. The AlGaP layers are almost parallel to the GaP/Si interface, indicating a 2D growth until the layer surface. A large density of APBs is generated at the GaP/Si interface but most APBs are annihilated within the first 10 nm. The measurement of average APB density from larger field of observation shows 10 APBs /µm above the first AlGaP marker and 3 APBs /µm above the second one.

Figure 4

 4 Figure 4.37 STEM-BF image of S1477. (LPN)

Figure 4 .

 4 38 shows the TEM-DF image of this sample. A large density of APDs is formed at the interface but more than 80% are annihilated within the first 10 nm.

Figure 4

 4 Figure 4.38 TEM-DF image showing a huge density of APDs formed at the interface and annihilated within 10 nm. (CEMES) Moreover, a third sample grown under the same conditions has been studied using the STM. The 400×400 nm 2 tunnel current image shows a flat GaP surface without grooves, indicating a complete annihilation of APBs, as shown in Figure 4.39 (left). The surface topography image on a 75×75 nm 2 surface (right) evidences that all the GaP surface

Figure 4

 4 Figure 4.39 400×400 nm 2 STM tunnel current image and 75×75 nm 2 surface topography image of the sample grown using the same recipe as S1477.

From the Figure 4 .

 4 Figure 4.40 APBs in zinc blende structure on different crystallographic planes: AB parallel to {1 1 0}, BC: parallel to {111} CD: parallel to {100}, DE: parallel to {112}, EF: parallel to {113} 95 Indeed, the {110} and {111} configurations are extrema situations and all other APB planes can be regarded as a composition of the two cases, as depicted in the model proposed by Lin et al. (Figure 4.41 171 ). The lower index planes have a lower ratio of {110} to {111} terraces.

Figure 4 .

 4 Figure 4.41Illustrations of {1nn} APBs that consist of {110} and {111}A terraces. The ratio of {110} to {111}A terrace determines the APB plane and the proportion of Ga-Ga to P-P bonds.171 This decomposition was energetically proved true. The formation energies of the APBs were calculated by Rubel 172 , using the ab initio Density Functional Theory (DFT).He found that the {110} APBs had a lowest formation energy (34 mV/A 2 ) and {111}

Figure 4

 4 Figure 4.42 APB-modified thermodynamics mechanism: (a) the atoms on unstable APBs tend to migrate towards the more stable {110} APB positions, or other stable crystalline sites. (b) Crystalline islands of anti-phase and main phase with deep trenches are formed.
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4

 4 Figure 4.43 Illustration of the main phases overgrowing the small APD

Figure 4 .

 4 Figure 4.44 shows the cross-sectional STEM-BF image of S1632, GaP layers grown under the same conditions as S1477 on a nominal Si(001) substrate. The APDs formed at the interface are of greater size than in S1477. The facet inclined of 27.5° from the GaP (001) planes, corresponding to the (113) planes, is believed to be an APB, and results in the parallel facets (113) at the surface seen in the STM image. This also shows that the surface roughness is depending on APDs.

Figure 4 .

 4 Figure 4.44 Cross-sectional STEM-BF image S1632, GaP layers grown on nominal Si. (LPN)The presence of facets can also be observed on the STM image, as shown in Figure4.45. The STM images have been performed in collaboration with P. Turban and S.Charbonnier at IPR in Rennes, France. The (113) boundaries can be found at the sample

Figure 4 Figure 4 4. 4

 444 Figure 4.45 600×600 nm 2 STM image showing the preference of facet formation in the direction perpendicular to the stepsIn the case of non-perfect coverage of initial Si surface by the Ga atoms (0.75 ML coverage here), the P atoms can be deposited directly on the Si surface and form an APD.The APD size is determined by the distance between non-covered regions, which can be influenced by the Ga diffusion length. It is therefore energetically possible to form smaller APDs along the atomic steps, since the step edges, serving as energy barriers, limit the Ga diffusion along the [110] direction.The APD size can be also affected by the Ga amount during the initial deposition stage.A comparison between the 0.9 ML Ga coverage (S1330) and 0.75 ML Ga coverage (S1480) by cross-sectional STEM-BF images is shown in Figure4.46. Very large APDs are generated from the GaP/Si interface of S1330 and no evident annihilation process has occurred, while several smaller APDs formed at the interface of S1480 are annihilated during the growth.

Figure 5 . 1

 51 Figure 5.1Cross-sectional HRSTEM-HAADF image of GaP grown on the optimized HF process prepared Si surface, with a homoepitaxial Si buffer layer prior to the GaP growth.

  Figure 5.2 a) STEM-BF image and b) pole figure of the recent optimized sample, showing the annihilation of huge density of APDs within 10 nm, and the lack of MT.The APD annihilation has been proposed to depend on the formation energies of the APBs in different planes. At higher temperature, the atoms in unstable APBs planes tend to migrate towards the more stable positions, either to the stable {1 1 0} APB planes or to the Si surface, leading to a digging effect and a deep trench at the initial APB position, resulting in a high surface roughness of the epilayer. The strong anisotropy observed at the vicinal Si surface in case of low Ga coverage can be explained by the assumption that smaller APDs are formed along the steps direction ([1 1 0] direction) due to the limitation of Ga diffusion along by the step edges. Smaller APBs can be then rapidly annihilated along the {1 1 1} APB planes close to the interface, or covered by the overgrowth of the surrounding main phase domains. In contrary, larger APDs observed on nominal Si surface or in the case of more Ga coverage, tend to annihilate along the {1 1 2} or {1 1 3} APB planes.

Figure 5 .

 5 Figure 5.3 Three typical detector images in a spiral scan on the GaP 002 reflection Nevertheless, we tried to exploit this first experiment in a different way. Intensities have been summed up within 40 pixels in y direction, in the x range of 80 pixels, around the center of the spot, as depicted by the red rectangle in Figure 5.3 a) that indicate the

Figure 5 . 4

 54 Figure 5.4 Simulation of the scattring intensity by a 2D GaP structure in the lateral direction, showing a central thin peak if there is no APB and a totally splitted one if there is an APB at the center. The splitting effect becomes weaker if the APB is displaced apart away from the sturcure center.The complete spinal scan is displayed by putting the extracted profiles at the corresponding (pix, piy) positions (Figure5.5). The assembly of profiles presenting similar shapes in a small region indicates that the micro-domain of the sample displays homogeneous structural characteristics. For example, a region of splitted peaks is encircled by red lines, probably indicating the presence of an APB or an APD inside this area. The blue lines encircle the single sharp peaks, signature of domains presenting a

Figure 5 . 5

 55 Figure 5.5 Complete spiral scan of S1477 around the GaP 002 reflectionThe spiral scan of the sample S1480, also on the nearly specular GaP 002 reflection, taken at the same conditions as S1477, shows a totally different aspect. The profiles within the whole scanning region present very similar shapes, as shown in Figure5.6. Indeed, phase retrieval on this sample shows no contrast, indicating huge and homogeneous density (at the scan range) of small sized defects within the whole studied zone.

Figure 5 . 6

 56 Figure 5.6 Complete spiral scan of S1488 around the GaP 002 reflection Figure 5.7 shows a typical detector image and the extracted profiles for this sample.

Figure 5 . 7

 57 Figure 5.7 Typical detector image centered on the GaP 002 reflection for S1480, and the extracted profiles in linear scale and logarithm scale

Figure 5 .

 5 Figure 5.8 shows one of the original images acquired by the detector at the GaP 002 center. Firstly five Regions of Interest (ROI) have been defined, with ROI 1 covering the whole diffraction spot, ROI 2 covering the peak center, ROI 3 and ROI 4 respectively for the left side and right side diffuse, and finally ROI 5 for measuring the upper diffuse part.

Figure 5 . 8 A

 58 Figure 5.8 A typical detector image obtained at the center of the nominal GaP 002 (with ω = θ+6°), and the definition of Regions of Interest.The K-maps are reconstructed by representing, for each ω position, over each ROI, the distribution of scattering intensities in real space coordinate (pix, piy). Figure5.9 shows

  Figure 5.9 shows the 7×3 µm 2 GaP 002 Kmaps for the sample S1477 at ω=22.254°, over ROI 1. Note that 128 the incident X-ray beams are in the [-1-10] direction and the nominal Bragg position of the GaP 002 is 22.51°.

Figure 5 . 9 7×3 µm 2

 592 Figure 5.9 7×3 µm 2 GaP 002 K-map for the sample S1477 at ω=22.254°, over ROI 1.The real-space step size is 100 nm in both directions, leading to a total number of 2100 original detector images recorded for single K-map. The final number of images for one complete K-map experiment depends on the number of omega positions in the rocking scan. For example, 10500 images are stored for a rocking scan with only 5 different omega positions. Based on these images, we can reconstruct a 3D pattern in reciprocal space for each (pix, piy) position, which permits obtaining the spatial distribution of the strain and the tilt in the studied zone, called the strain map and the tilt map. Here I present only some observations and rough analyses.

Figure 5 .

 5 Figure 5.10 shows the GaP 002 K-maps for S1477 at ω = 22.254°, over the five ROIs.A strong inhomogeneity of scattering intensity is observed on all of the five maps, indicating inhomogeneous crystalline quality of the sample (deformation, strain, tilt and defect density).

Figure 5 . 10 7×3 µm 2

 5102 Figure 5.10 7×3 µm 2 GaP 002 K-maps for S1477 over the 5 ROI (from left to right: ROI 1, ROI 2, ROI 3, ROI 4 and ROI 5), at ω=22.254°. Vertically oriented intense bands are observed over ROI 1 (covering the whole spot), signature of anisotropy along two directions, consistent with the observations in Chapter 3 and Chapter 4. The left side (ROI 3) and right side (ROI 4) of the spot display totally different intensity distribution, probably due to the inhomogeneous distribution of tilt.

Figure 5

 5 Figure 5.11 ROI 3 (red channel) and ROI 4 (green channel) from Figure 5.10, showing a spatial separation. On the Figure 5.11, ROI 3 and ROI 4 signals are superimposed, with red channel representing ROI 3 and the green channel representing ROI 4, showing a lateral separation of the signals. This suggests that the intense signals are more likely originated from a contribution of microtilt rather than a Bragg broadening induced by APB or APD. This microtilt configuration is may be related to the strain around annihilating APD. A thorough analysis must be carried out to conclude on this point.

Figure 5 . 12

 512 Figure 5.12 7×3 µm 2 GaP 002 K-maps for S1477 over ROI 1, at five different ω positions (from left to right:22.154°, 22.204, 22.254°, 22.304° and 22.354°).

4 .

 4 Coherent X-ray diffraction imaging should give exploitable results on newer samples with low APD density. This would be particularly interesting, combined with cathodoluminescence analysis, in the case of GaP/Si-based microdisk resonators (Figure5.13) for the development of novel integrated optical functions.187 

Figure 5

 5 Figure 5.13 SEM image of a 200 nm thick active microdisk, including 5 layers of 3 nm thick GaPN/GaP quantum wells, on an AlGaP pedestal grown on GaP substrate.

Figure A1. 3

 3 Figure A1.3 MT density (I MT ) measured for different samples with different ROI sizes.

A3

  Improvement of the Signal-to-noise ratio for low resolution lab XRD setupAt the beginning of the development of the pole figure method, two cross-pasted slits opened at about 2 mm were used at the place of the cross-superimposed slits to produce the quasi-point beam. No Sollers Slit was used after the sample. Then since we would like to adjust the slit opening, the present superimposed slits were designed and fabricated.With the improvement of sample quality and decrease of MT signal intensity, it was indispensable to improve the Signal-to-noise ratio (SNR) in pole figures and rockingcurve scans. The test was realized with the sample S1189. Rocking-curves around the MT-A have been performed when changing the vertical slit height, with or without the Sollers Slit. The tableA3shows the results of the test. The incident beam intensity I 0 was measured on the detector on 0D mode and opened at 2 mm and the MT rocking-curve is recorded with an opening of 8 mm to ensure the entire capture of intensity. I max corresponds to the maximum value of the MT profile peak, and the I bg represents the mean background noise intensity.

  dispositifs optoélectroniques. Leur densité doit donc être fortement limitée afin d'assurer des performances et la fiabilité de ces dispositifs. Cette thèse est centrée sur le développement des méthodes d'analyse structurale des micro-macles et des domaines d'inversion, basées sur la diffraction des rayons X (DRX) et combinées à des techniques de microscopie (TEM, AFM, STM). L'objectif est d'obtenir une plate-forme GaP/Si plane et sans défaut cristallin, via l'optimisation des paramètres de croissance. Le Chapitre 1 présente les différents types de défauts dans la couche hétérogène comme les dislocations, les micro-macles, les domaines d'inversion, la contrainte et désorientation de maille cristalline, etc. Le chapitre 2 présente les méthodes expérimentales utilisées pour la croissance hétérogène de couches GaP, ainsi que les techniques analytiques (DRX, AFM, TEM, STM). Les chapitres 3 et 4 présentent au travers d'études expérimentales poussées respectivement sur les micro-macles et les domaines d'inversion, l'optimisation des recettes de croissance ayant permis d'obtenir une plate-forme GaP/Si quasiment sans défaut. Dans cette thèse, la croissance de couches minces GaP sont réalisées sur des substrats Si(001) vicinaux désorientés de 6 degrés vers la direction [1 1 0]. La surface du substrat est nettoyée par un processus optimisé, qui consiste à une première immersion du substrat dans une solution de HF à 1% pendant 90 secondes pour l'élimination des oxydes locaux, et ensuite l'exposition sous atmosphère d'UV/O 3 pendant 10 minutes pour l'élimination du carbone, des composés organiques et des particules métalliques. Le processus se termine par l'immersion dans une nouvelle solution HF (1%) pendant 90 secondes, afin d'éliminer la couche de SiO 2 formée dans l'étape précédente, et de créer une surface passivée d'hydrogène qui peut résister à la contamination atmosphérique pendant 10 minutes ou plus 4 . Le substrat traité avec ce processus présente une surface très lisse (avec une rugosité de 0.3 nm) avec une très faible densité de défauts.La croissance par l'épitaxie est réalisée sur le « cluster » de croissance « Ultra High Vacuum Chemical Vapor Deposition (UHV CVD) -Molecular Beam Epitaxy (MBE) » installé dans notre laboratoire.5 Pour la croissance de GaP directement sur Si (sans « buffer » Si), le substrat est introduit dans la chambre de MBE tout de suite après le nettoyage, et chauffé à 800 ° C pendant 5 minutes pour la déshydrogénation puis refroidi à la température de croissance de GaP. La couche GaP est déposée à partir d'une source solide en métal pur pour l'élément galium et des cellules P 4 pour l'élément phosphore.Pour les échantillons avec une pré-couche de Si avant la croissance de GaP, le substrat est introduit dans la chambre UHVCVD après le nettoyage. La couche de Si est déposée à 800 °C en utilisant le silane (SiH 4 ) (à une pression de 10 -6 torr). Le substrat Si/Si est ensuite transférée sous UHV à la chambre de MBE pour la surcroissance de GaP.Nous avons d'abord développé deux méthodes d'analyse de micro-macles par la diffraction des rayons X, en utilisant un diffractomètre de laboratoire en mode « basse résolution ».6 Les rayons X sont générés à partir d'un tube scellé standard à cible de cuivre. Dans ce mode, le faisceau est partiellement monochromatisé autour du doublet Kalpha (lambda=0.15418nm) par la présence d'un miroir parabolique multicouche et d'un filtre de nickel. La taille du faisceau est limitée en hauteur et en largeur à environ 2×2 mm 2 par un système de fentes croisées pour produire un faisceau quasi-ponctuel. Le détecteur est utilisé en mode de détection ponctuel avec une large ouverture (d'une largeur de 8 mm et d'une hauteur d'environ 15 mm) pour pouvoir collecter la quasi-totalité du signal diffusé par les micro-macles. Dans l'espace réel, les plans {111} de GaP nominal sont inclinés de 54,7 ° par rapport aux plans (001), et les plans de micro-macles sont inclinés de 15,9 °. La figure de pôle est réalisée en fixant les angles 2θ et ω à la position Bragg de GaP 111 (ce qui est très proche de la position Si 111). La figure 1 représente une figure de pôles typique obtenue pour un échantillon de couche mince GaP déposée sur un substrat de Si désorienté de 6°. Les taches de diffusion de GaP (Si) ont observées à χ autour de 54,7 ° et les quatre variants de micro-macles sont visualisées à χ autour de 16 °. Les variants A et C ainsi que les taches de GaP nominal sont décalés de ± 6° en χ du fait du miscut, tandis que les variants B et D sont légèrement distordus et déplacés en φ.

Figure 1

 1 Figure 1 Représentation d'une figure de pôle typique pour un GaP/Si désorienté. En supposant que les intensités intégrées des taches sont directement proportionnelles au volume de micro-macles qui se présente à l'intérieur de la couche de GaP, la figure de pôle donne un moyen très simple et illustratif pour visualiser la présence de micro-macles, connaître le niveau de sa densité et comparer rapidement différents échantillons.Cependant, pour évaluer quantitativement la fraction volumique de micro-macles, une méthode plus fiable basée sur des mesures « rocking-curve » est exploitée.Le balayage de type « rocking-curve » est réalisé pour chaque variant en faisant varier l'angle ω autour de la position centrée, après avoir centré les angles χ, φ et 2θ. Ensuite, la valeur théorique de l'intensité diffractée est obtenue par calcul. Le rapport entre la valeur expérimental à la valeur théorique donne la faction volumique de micro-macles dans la couche. Le même type de mesure est réalisé autour de la tâche GaP 002, pour évaluer la fraction volumique de la phase nominale (non maclée). Dans le cas « idéal », la somme des deux fractions volumique doit être égale à 100%.

9 Figure 3

 93 Figure 2 a) la figure de pôle et b) l'image AFM de l'échantillon S1330, après l'optimisation des paramètres de croissance vers l'élimination des micro-macles.

Figure 4

 4 Figure 4 Illustration schématique de l'architecture de la croissance de S1477 Cet échantillon est considéré comme une « référence ». Aucun signal de micro-macle n'est présent sur la figure de pôles (la figure 5 a)), indiquant une densité très faible (inférieur à environ 0.3% de fraction volumique). La longueur de corrélation des domaines d'inversion mesurée par la méthode « Williamson Hall like » est d'environ 48,6 nm, beaucoup plus grand que les autres échantillons. De plus, une relaxation plastique partielle
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		1	Some basic parameters for GaP and Si
				GaP	Si
	300K	Lattice constant		0.54506 nm	0.54309 nm
		C 11		140.5 GPa	166.0 GPa
		C 12		62.0 GPa	64.0 GPa
		Energy gap		2.26 eV	1.12 eV
		Thermal expansion coefficient	4.65×10 -6 /K	2.6×10 -6 /K
	800K	Thermal expansion coefficient	~5.5×10 -6 /K	~4.2×10 -6 /K
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 2 

	.1	Calculation of the terrace lengths D for Si substrate with different miscut angles
	Miscut angle (°)	1	2	3	4	5	6
	D single layer (nm)	7.779	3.888	2.591	1.942	1.552	1.292
	D double layer (nm)	15.558	7.776	5.181	3.883	3.104	2.584
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 2 

	.2	Main steps of the modified RCA process, RT means room temperature.
	Chemical environment	T(°C)	Time (min)	Effect
	NH 4 OH : H 2 O 2 : H 2 O		70	10	Particles, organic, and metals (Cu, Ag, Ni,
	10: 30: 200				Co and Cd) removal;
	DI water		RT	20	Fe and Al introduction.
	HF : H 2 O		RT	1	Oxide removal;
	12.5 : 237.5				Carbon and small amount of ions (especially
	HCl : H 2 O 2 : H 2 O		80	10	Cu) introduction;
	30 : 30 : 150				Metallic residues removal;
	DI water		RT	10	Oxide layer formation at surface.
	HF : H 2 O		RT	1	Oxide layer removal.
	12.5 : 237.5			
	DI water		RT	10
	Oxydation in UV/O 3		RT	2	Carbon and Sulfur removal.
	DI water		RT	3
	HF : H 2 O		RT	1
	12.5 : 237.5			
	DI water		RT	3
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 2 

	.3		Main steps of the optimized HF cleaning process
	Chemical environment	T	Time (min.)	Effect
	HF 1%	RT	1.5	Native oxide removal
	UV/O3	RT	10	Carbon, organics and metal particles removal;
				SiO2 layer formation
	HF 1%	RT	1.5	SiO2 layer removal;
				Passivation of surface with hydrogen
	All GaP/Si samples in this work are grown on the "optimized HF process" cleaned Si
	substrate, if not specially mentioned.	

Table 3 .

 3 1 Volume fractions of MT variants and the GaP of nominal orientation (NO) measured from the rocking-curve scans for S1319, S1189 and S1180.

	Sample	MT-A	MT-D	MT-C	MT-B	MT-S (%) NO (%)	NO + MT-S
		(%)	(%)	(%)	(%)			(%)
	S1319	0.4	0.2	0.3	0.4	1.3±1.0	110.3±12.1 111.6±13.1
	S1189	7.8	5.3	5.2	6.4	24.6±2.5	69.2±7	93.8±10
	S1180	4.6	3.8	3.0	3.4	14.8±1.6	62.1±7	76.91±9
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 32 Calculation of the second type of correction factors for pole figure quantification, according to the rocking-curves. The final correction factors are the average RC/PF ratio of the three samples. Notice that all the values of PF quantification in the table are 10 5 times the original values, for easier representation.

	Sample S1180			S1189		S1200		
		PF	RC	RC/PF PF	RC RC/PF PF	RC	RC/PF	Corr.
										factor
	MT-A	4.83	4.6	0.952	8.25	7.8 0.945	14.22 13.1 0.921	0.940
	MT-C	7.42	3.0	0.404	12.24 5.2 0.425	16.66 7.5	0.451	0.427
	MT-B	4.76	3.4	0.714	8.64	6.4 0.741	13.29 9.5	0.713	0.723
	MT-D	5.85	3.8	0.650	7.75	5.3 0.684	12.73 8.5	0.667	0.667

Table 3 .

 3 3 Samples studied in this chapter, with their detailed growth conditions. The common parameters such as Ga prelayer (otherwise mentioned) and substrate of Si(001) 6°-off are not shown in the table for clarity.

	Sample Thickness, mode, and temperature	Growth rates and Fluxes
	S1180 (Si buffer layer) + 5 nm GaP by MBE at	Rate: 0.1 ML/s.
	350°C + 40 nm GaP by MBE at 480°C	Ga flux: 1.4 10 -7 torr
	S1189 (P prelayer) + 5 nm GaP by MBE at	P flux: ~ 4 10 -6 torr
	350°C + 40 nm GaP by MBE at 480°C	
	S1200 5 nm GaP by MBE at 350°C	
	+ 40 nm GaP by MBE at 480°C	
	S1254 45 nm GaP by MBE at 350°C	Rate: 0.1 ML/s.
	S1255 45 nm GaP by MBE at 400°C	Ga flux : 1.1×10 -7 Torr, P flux :~ 10 -6 Torr.
	S1256 45 nm GaP by MBE at 450°C	
	S1264 45 nm GaP by MBE at 500°C	
	S1265 45 nm GaP by MBE at 550°C	
	S1266 45 nm GaP by MBE at 600°C	
	S1319 45 nm GaP by MEE at 350°C	Rate: 0.1 ML/sec.
		Ga amount per cycle: 0.9 ML
		Ga flux : 2.1×10 -7 , P flux :~ 4.510 -6 .
	S1330 10 nm GaP by MEE at 350°C	
	+ 35 nm GaP by MBE at 500°C	

Table 3 .

 3 4MT volume fraction evaluated by pole figures (with correction) or rocking-curves, to study the relationship between the anisotropy and the growth conditions

	Sample Principal growth parameters	MT-	MT-	MT-	MT-	MT-	Anisotropy
			A	C	B	D	total	factor
	S1254	MBE, 350°C	1.13	0.71	0.72	0.44	3.00	1.58
	S1255	MBE, 400°C	6.19	3.19	4.21	3.75	17.34	1.94
	S1256	MBE, 450°C	4.02	3.50	3.40	2.97	13.89	1.15
	S1264	MBE, 500°C	0.46	0.12	0.29	0.21	1.08	4.00
	S1265	MBE, 550°C	0.24	0.11	0.35	0.07	0.77	2.29
	S1266	MBE ,600°C	0.61	0.38	0.09	0.30	1.37	1.63
	S1200	MBE, 350°C+480°C	13.37 7.11	9.61	8.49	38.58	1.88
	S1189	MBE, 350°C+480°C	7.76	5.23	6.25	5.17	24.40	1.48
	S1180	MBE, 350°C+480°C	4.54	3.17	3.44	3.90	15.05	1.43
	S1330	MEE, 350°C+MBE, 500°C	0.47	0.10	0.13	0.08	0.78	4.76
	S1319	MEE, 350°C (45 nm)	0.40	0.30	0.40	0.20	1.30	1.336
	S1306	MEE, 350°C+MBE, 550°C	1.24	0.70	0.28	0.28	2.50	1.776
	S1308	MEE, 350°C (10 nm)	7.99	7.26	6.27	7.81	29.33	1.106
	S1322	MEE, 350°C (45nm)	7.05	4.07	5.81	5.3	22.23	1.736
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 3 5 Volume fractions of both MT and GaP of nominal orientation for S1189 measured at different positions. Every measured term has a relative error estimated around ±10%.

	(X,Y) position	MT-A	MT-D	MT-C	MT-B	MT-sum NO-az1	NO-az2
	(mm)							
	(0, 0)	7.8	5.3	5.2	6.4	24.6	69.2	70.2
	(0, 8)	8.2	5.3	5.0	6.2	24.7	69.1	70.2
	(0, -8)	7.4	4.8	5.3	6.0	23.5	70.0	71.5
	(8, 0)	7.6	5.0	5.5	6.3	23.9	71.0	72.0
	(-8,0)	8.0	5.8	5.2	6.0	25.0	68.8	71.0

Several observations from the table are worth discussing. Firstly, the volume fractions at different positions of either every MT variant, the sum of all MT variants or the GaP of nominal orientation (NO) in two azimuths are very close to each other and within the 10%

Table 4 . 1
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  table for clarity.

	Sample Thickness, mode, and temperature	Ga amount per cycle for MEE *
	S1319 45 nm GaP by MEE at 350°C	0.9 ML
	S1330 10 nm GaP by MEE at 350°C	0.9 ML.
	+ 35 nm GaP by MBE at 500°C	
	S1296 5 nm GaP by MEE at 350°C	1.1 ML.
	S1297 5 nm GaP by MEE at 350°C	0.85 ML.
	S1298 5 nm GaP by MEE at 350°C	0.93 ML.
	S1480 10 nm GaP by MEE at 350°C	0.75 ML for the first three cycles and
	+ 35 nm GaP by MBE at 500°C	0.9ML for the rest
	S1477 10 nm GaP by MEE at 350°C	0.75 ML for the first three cycles and
	+ 4 × (2 nm Al 0.2 GaP by MEE + 50 nm	0.9ML for the rest
	GaP by MBE at T), with T=500°C,	
	535°C, 565°C and 600°C	
	* 1. For MEE: Growth rate = 0.1 ML/sec.	
	2. For MBE: Growth rate = 0.2 ML/sec., Ga flux = 2.3×10 -7 Torr, P flux = 1.1×10 -6 Torr.
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	.2	Integral breadth, correlation length and QF deduced from GaP 002 reflection for
	S1296, S1297 and S1298			
	Ga		az1 //[-1-10]	az2 // [-110]
	Coverage (ML)	IB (nm -1 ) ξ x-APD (nm) QF	IB(nm -1 ) ξ x-APD (nm) QF
	S1297 0.85	0.094	10.70±0.08 49.3±1.3 0.155	6.47±0.05 6.8±0.3
	S1298 0.93	0.148	6.67±0.08 1.1	0.221	4.53±0.07 0.6
	S1296 1.1	0.116	8.64±0.04 0.4	0.128	7.82±0.04 0.2

Appendices A1 The choice of appropriate integration size

This is a complementary study. The MT density quantification by pole figure is not enough accurate concerning the variants anisotropy. Let's now look back to the analysis on S1189. The relationship of MT density for each variants is C>A>B>D from the pole figure but A>B>C≈D from both Synchrotron images and the rocking-curves. We have found that this disagreement was influenced by the sizes of the integration regions.