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Chapter 1 Introduction 

As the society develops, polyethylene (PE), polypropylene (PP) and other single 

specie could not meet the specific end use requirements. Polymer blending is a 

common method to obtain new polymer materials by combining existing ones. Figure 

1.1 shows the scheme of a typical polymer blending process carried out in a 

continuous mixer of type twin screw extruder. Polymer pellets are fed to the twin 

screw extruder. They are melted and mixed to form a polymer blend. The initial size 

of the polymer pellets is usually on the order of millimeters and the final size of the 

dispersed phase polymer component is usually on the order of micrometers.. 

Twin Screw Extruder

Size of initial 
polymer pellets

 (mm scale)

Polymer blending

Size of final 
polymer particles

( µm scale)

 

Figure 1.1 Scheme of a typical polymer blending process carried out in a continuous mixer of type 

twin screw extruder. 

 

However, most polymer pairs are thermodynamically immiscible, leading to the 

phase separation and sharp decrease in the performance of products. Therefore, a 

premade block or graft copolymer is added as a compatibilizer to overcome this 

problem 
[1-3]

. This copolymer is difficult to diffuse to the interface and easy to form 

micelles in one phase, resulting in low compatbilizing efficiency. Nowadays the 

popular compatibilizing technology is in-situ compatibilization, reactive 

compatibilization or reactive polymer blending 
[4-9]

, in which a compatibilizer is 

generated in-situ during the blending process upon reacting two reactive polymers at 

the interfaces. Reactive polymer components are usually called reactive 

compatibilizers. In fact they should be called compatibilizer precursors instead as they 
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are not compatibilizers themselves but become one upon reaction between them. In 

case one or two of the two polymer components are chemically inert, they are 

functionalized first. This method has high compatibilizing efficiency as the 

compatibilizer is formed directly at the interfaces where it is needed. It is therefore 

mostly practiced in industries.  

The key to preparing polymer materials with high performance via a reactive 

polymer blending process is that the morphology and interfacial reaction can be 

effectively controlled. However, the interfacial reaction and morphology of reactive 

polymer blends are highly coupled. How does the morphology and interfacial reaction 

evolve? What is the effect of mixing on the reactive polymer blending process? What 

is the relationship between flow field or process parameters, interfacial reaction and 

morphology? These questions need to be solved.  

However it is very challenging to address these questions. One of the challenges 

lies in the fact that it often requires a large amount to evaluate the compatribilizing 

efficiency of a reactive compatibilizer in an industrial twin screw extruder. This large 

amount may not always be available, especially when it comes to a new reactive 

compatibilizer under development. Another challenge is that it is often difficult to 

measure the amount of the in-situ formed copolymer.  

This thesis aims at developing a concept of reactive compatibilizer-tracer which 

will allow using small amounts of reactive compatibilizers to evaluate their 

compatibilizing efficiency in industrial scale twin screw extruders, on the one hand; 

and to characterize the mixing performance (interfacial reaction and morphology) of a 

twin screw extruder as a function of process conditions and/or screw profile. The 

manuscript is composed of 9 chapters including this one. 

Chapter 2 provides a literature review on polymer blending.  

Chapter 3 describes the synthesis of graft and block reactive 

compatibilizer-tracers and analysis of the interfacial reaction of reactive polymer 

blends and the stability of the in-situ formed copolymer. 

Chapter 4 discusses the effect of mixing and blend composition on the interfacial 

reaction and morphology of the reactive polymer blends. 
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Chapter 5 combines the reactive compatibilizer-tracer and RTD transient 

experiment to establish the relationship between the interfacial reaction and 

morphology. 

Chapter 6 builds up the emulsification curve of the reactive polymer blends in a 

twin screw extruder with small amounts of a reactive compatibilizer-tracer to fast and 

conveniently evaluate its compatibilizing efficiency in a twin screw extruder. 

Chapter 7 deals with the effect of the degree of fill on the interfacial reaction and 

morphology of reactive polymer blends in a twin screw extruder. 

Chapter 8 evaluates the distributive and dispersive mixing efficiencies of mixing 

elements with different geometries in a twin screw extruder 

Chapter 9 provides the main conclusions of this thesis and further research 

directions. 
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Chapter 2 Literature review 

2.1 Introduction 

Polymer materials develop fast and find many applications. Blending existing 

polymers is a convenient method to obtain new polymer materials of high 

performances 
[10]

. However, most polymer pairs are thermodynamically immiscible, 

leading to the phase separation and poor properties of products. Therefore, there is a 

need to improve compatibility and adhesion between polymer pairs.  

2.2 Polymer blending 

2.2.1 Physical blending 

Physical blending is mixing polymer components by diffusion, convection, shear 

and does not involve chemical reactions. However, it is difficult to well disperse one 

polymer component in another one because of immiscibility. To overcome this 

problem, a premade block or graft copolymer is added as a compatibilizer to improve 

miscibility 
[4, 11-14]

. This is called physical, ex-situ or non-reactive compatibilization. 

Take a blend of polymer A and polymer B as an example. A premade compatibilizer 

can be an A-B block or graft copolymer 
[15-20]

. Segments A and B of A-B are miscible 

with polymers A and B, respectively, leading to a reduction in interfacial tension and 

an improvement in interfacial adhesion. Moreover, interfaces covered by the 

copolymer prevent the dispersed phase domains from coalescing and stabilize the 

morphology of the resulting blend 
[21-29]

. 

2.2.2 Reactive blending 

By reactive blending, it means that fractions of polymers A and B of the blend 

contain functional groups which can react with each other at the interfaces, leading to 

the in-situ formation of a block or graft copolymer. It is also called in-situ 

compatibilization or reactive comaptibilization 
[30-36]

. Take polystyrene 
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(PS)/polyamide 6 (PA6) as an example. A polystyrene with a terminal anhydride 

(Anh-PS-Br) synthesized via atom transfer radical polymerization was used as a 

reactive compatibilizer. The terminal anhydride group of Anh-PS-Br could react with 

the terminal amine of the PA6 to in-situ form a block copolymer PS-b-PA6 which 

acted as a compatibilizer 
[37, 38]

. A copolymer of styrene and maleic anhydride SMA 

could also react with the terminal amine of the PA6 to form a graft copolymer 

PS-g-PA6 
[38]

.   

Compared with a premade copolymer as a compatibilizer, a reactive 

compatibilizer may have higher compatibilzing efficiency owing to the fact that it 

may reach the interfaces in a much easier manner and that the copolymer is formed 

directly at the interfaces where it is needed. Therefore, reactive compatibilization has 

become a hot research topic in the field of polymer blending 
[39-54]

.  

2.3 Morphology of polymer blends 

Polymer blends can be homogeneous or heterogeneous. If polymer components 

are thermodynamically miscible, the resulting polymer blend is homogeneous. 

Otherwise it is heterogeneous, which is often the case. Heterogeneous polymer blends 

can be divided into two types according to the continuity of the phases: dispersed 

phase-matrix structure and co-continuous structure. 

Consider a blend of polymers A and B which are mutually immiscible. When the 

volume fraction of polymer A is low enough, the morphology of the blend is a 

dispersed phase-matrix structure with A being the dispersed phase and B the 

continuous one. As it increases, the dispersed phase domain size increases and two 

phases could crisscross as rods to form a co-continuous structure. A further increase in 

the volume fraction of A will lead to phase inversion, namely, polymer A will become 

the continuous phase and polymer B the dispersed one.  

The morphology of a polymer blend is not only dependent on its composition but 

also on the characteristics of polymer components such as interfacial tension 
[55]

, 

viscosity 
[56, 57]

, interface type 
[58]

 and processing conditions. Take viscosity as an 

example. When the blend composition ratio is 1, the phase whose viscosity is lower 
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tends to become the continuous phase and the one whose viscosity is higher tends to 

become the dispersed one. 

2.3.1 Morphology development of polymer blends 

Most industrial polymer blending processes start with polymers in the form of 

pellets or powder. Figure 2.1 depicts the morphology development of a polymer 

blending process starting with pellets 
[13]

. A solid pellet (S) first has to be transformed 

to the melt (M) before morphology can develop. And then, the initial molten layers 

(M) stripped from the solid pellet undergo a transient affine deformation to form 

sheets or threads (T). Being driven by interfacial instability, the latter break up into 

small particles (P). These small particles may undergo coalescence because of 

interfacial tension and form larger particles (C). So the polymer-polymer mixing is a 

result of complex interactions between flow and events occurring at droplet-length 

scales: deformation, breakup, coalescence and hydrodynamic interactions, as pointed 

out by Ottino et al.
 [59]

 

S
solid

km

M

Melt

kd

T
kb

P
kc

k
,
b

C

 

Figure 2.1 Different steps involved in the process of the morphology development of an 

immiscible polymer blend starting from solid pellets: transformation of solid pellets (S) to the 

corresponding polymer melt (M); stretching/deformation of the molten polymer to slender threads 

(T); breakup of slender threads to small particles (P); and coalescence of small particles forming 

larger ones (C). 

2.4.1 Melting regime 

In the melting regime, solid pellets of polymers are melting or softening, and are 

then transformed to the polymer melts. The rotor torque applied to the material in the 

melting regime reaches a maximum. The viscosity and the velocity gradients in the 

material are highest. Therefore, flow stresses applied to the deformation of the 

material and breakage of domains to smaller size are greatest, leading to a dramatic 

reduction in the dispersed phase domain size 
[60]

. For instance, Scott et al 
[61]
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investigated polymer blends in a batch mixer and found that the dispersed phase 

domain size decreased from mm scale to μm scale in 2 min of mixing. The 

characteristics of the melting regime in terms of morphology development and 

melting time are mainly controlled by material properties such as viscosity, molar 

mass, melting temperature/glass transition temperature, mixing devices and mixing 

conditions 
[13, 62]

.  

Scott and Macosko 
[61]

 proposed a mechanism of morphology development 

during a mixing melting process, as shown in Figure 2.2. This mechanism involves 

the formation of sheets or ribbons of the dispersed phase in the matrix
[63-65]

, which are 

drawn out of a large mass of the dispersed phase. These formed sheets are unstable 

and holes begin to form in them because of the effects of flow and interfacial tension. 

These holes are filled with the matrix, which surrounds the sheets on either side. 

When those holes in the sheet or ribbon attain a sufficient size and concentration, a 

fragile lace structure is formed and then begins to break apart due to flow and 

interfacial forces into irregularly shaped pieces. These pieces are of approximately the 

diameter of the particles that are generated on the blend at long mixing times. These 

irregular pieces continue to break down until all of the particles become nearly 

spherical. They also found that the direct formation of strands or formation of strands 

from break-up of the sheets occurred in the process. 

The addition of compatibilizer has a great effect on the morphology development 

of polymer blend. It can accelerate the morphology evolution of the polymer blend. 

Hu et al 
[13]

 showed that for the polypropylene (PP) and PA6 blend, the melting time 

of PA6 is 6.1 min at 20 rpm and 230
o
C. The addition of the graft copolymer of PP and 

PA6 reduce the melting time of PA6 to 5.1 min. The melting order during polymer 

blending is PP, PP-g-PA6 and PA6. PP-g-PA6 at the interface could transfer the heat 

to the PA6 pellet more quickly.  
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Figure 2.2 Proposed mechanism for initial morphology development in the process of the 

polymer-polymer mixing. 

 

2.4.2 Melt flow regime 

2.3.1.1 Breakup and coalescence of dispersed phase 

It is well-known that a real polymer blending process is often carried out in a 

batch mixer or a screw extruder which creates a flow field. This flow field can 

increase the deformation of the dispersed phase domains and can then break them into 

smaller domains. In the same time, it can also promote the collision between domains, 

which may lead to the coalescence of the dispersed phase domains. Thus，the 

morphology evolution of the dispersed phase domains is controlled by the 

competition between break-up and coalescence of the dispersed phase domains
[66]

. 

Whether or not a dispersed phase domain breaks up depends on the capillary number, 

Ca, which is the ratio of deforming viscous stress to resisting interfacial stress 

(equation 1-1): � = � �  �  � �  � � ��  = � �̇�/�                    (1-1) 

On the one hand, for break-up of a dispersed phase domain to occur, the capillary 

number must exceed a critical value (Cacrit). Thus, this critical value of capillary 

number gives the maximum value of the dispersed phase domain size that can survive 
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in a given flow in the absence of coalescence. When two immiscible polymers are 

being mixed, the maximum diameter of the dispersed phase domain, denoted as Dmax, 

can be expressed by the following equation: 

� = �� �̇ � �                             (1-2) 

Take the values of σ, ηm, �̇ and Cacrit as 1×10
-2

 N/m, 100 Pa·s, 100 s
-1

 and 1, 

respectively. The corresponding value of Dmax is equal to 2 μm. This implies that 

under such typical processing conditions, the diameter of the dispersed phase domains 

bigger than 2 μm cannot be stable and will be broken up to smaller ones. Those whose 

diameters are smaller than 2 μm will be stable, if no coalescence occurs 
[67]

. 

On the other hand, the flow stress deforms and breaks the dispersed phase 

domains and the interfacial tension resists the deformation. When the flow stress and 

interfacial tension reaches an equilibrium, the diameter of the dispersed phase domain 

can be calculated using equation (1-3) proposed by
 
Taylor 

[68, 69]
: = � ��+�̇� [ 9⁄ ��+ ]      

r
 <2.5            (1-3) 

where 
r

  is the viscosity ratio of the dispersed phase and the matrix, which is an 

important dimensionless number. When this viscosity ratio is close to unity, the 

dispersed phase domain breaks up easily. However, when it is above 5, the breakup of 

droplets could not occur regardless of how high the capillary number is.  

It should be noticed that the Taylor equation is based on the assumption that the 

dispersed phase domains are dispersed in infinitely dilute Newtonian systems as 

spheres. However, most polymer melts are viscoelastic, which is different from 

Newtonian fluids. Under a shear force, the elasticity of the dispersed phase can resist 

its deformation. Therefore it hinders break up. Based on a blend composed of PA6 and 

poly(ethylene-ran-propylene) rubber, Wu et al 
[70]

 modified the Taylor equation to an 

empirical one as follows: 

                        = ���± .84�̇�                            (1-4) 

where the plus sign is used for 
r

  greater than 1 and minus sign for 
r

  less than 1. 

However, it neglects the influence of blend composition on the morphology. As a 



10 
 

matter of fact, there are several empirical equations based on different blend systems 

and they have different limitations.  

Coalescence of dispersed phase domains could be divided into three steps: 

contact of dispersed phase droplets, rupture of the matrix film between adjacent 

dispersed phase droplets and drain of the matrix film, as shown in Figure 2.3
[71, 72]

. 

The contact time of two dispersed phase droplets is very short. Thus the drain rate of 

the matrix film must be very fast. Otherwise coalescence hardly happens. Coalescence 

is controlled by the interface mobility. As the matrix viscosity increases, it is more 

difficult for the interface between two phases to move and the time for the drain of the 

film increases too 
[73]

. Elmendorp 
[74]

 found that the coalescence probability is very 

high when the interface has high mobility. 

 

Figure 2.3 Scheme of coalescence of the dispersed phase. 
 

 

2.3.1.2 Effect of compatibilizer 

The above discussion is based on uncompatibilized polymer blends. Addition of 

a compatibilizer can have a significant influence on the morphology development, 

especially in the melt flow regime. Normally, the copolymer at the interface can 

reduce the dispersed phase domain size 
[75-77]

. Early researchers attributed this 

reduction to a lower interfacial tension 
[78-82]

. However, Lyu 
[83]

 found that the 

reduction in interfacial tension was not sufficient to explain the decrease of the 

dispersed phase domain size. The suppression of coalescence may be one of the 

important reasons. 
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There are two mechanisms for the suppression of coalescence, as shown in 

Figure 2.4. One was proposed by Milner and Xi 
[84]

. According to their mechanism, 

suppression of coalescence is caused by Marangoni force which is induced by a 

gradient of copolymer concentration at interfaces. As shown in Figure 2.4a, when two 

droplets approach each other, the matrix escaping from the gap between them sets up 

a recirculating fountain flow which carries the copolymer at the interface out from the 

gap, forming a concentration gradient.  

The other mechanism was proposed by Sundararaj and Macosko 
[73]

. In this 

mechanism, suppression of coalescence is due to steric interaction between droplets 

that results from the compression between the block copolymer layers that are 

attached to the interfaces. Usually, the interface is surrounded by a layer or 

multi-layers of copolymers. When two droplets approach each other, the copolymer at 

the interface hinders these two droplets to meet and collide, as shown in Figure 2.4b. 

Only when the copolymer has moved out of the interface, these two droplets could 

meet each other. However, it is very difficult to move the copolymer out of the 

interface, leading to the suppression of coalescence of the dispersed phase domains.  

Actually, both mechanisms may operate in compatibilized polymer blends. 

Which one dominates is dependent on the interfacial coverage of compatibilizer. 

When the interfacial coverage of copolymer is high, steric interaction between 

droplets dominates. When the interfacial coverage is low, Marangoni force dominates. 

In general, the interfacial coverage of the copolymer in compatibilized polymer 

blends is relatively high. Therefore the steric stabilization is believed to be the main 

mechanism of suppression of coalescence right now
[73, 85, 86]

. 
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Figure 2.4 Two mechanisms proposed for the suppression of coalescence by copolymers: (a) 

surface tension gradient (Marangoni) force and (b) steric repulsion. 

 

2.4 Interfacial reaction in reactive polymer blends 

The key to a reactive compatibilization process is to control the interfacial 

reaction between reactive polymer components so as to control the rate of formation, 

amount and molecular architecture of the resulting copolymer which dictate the 

morphology development of the blend 
[87]

.  

2.4.1 Type of interfacial reaction 

A typical processing time is within one or two minutes if the polymer blending 

process is carried out in a twin screw extruder. Therefore, the interfacial reaction must 

go sufficiently fast. Otherwise the interfaces could not be covered by a sufficient 

amount of the in-situ formed copolymer to compatibilize the polymer blend 
[88]

. 

Figure 2.5 shows common interfacial reactions between functional groups used 

for reactive compatibilization of polymer blends. The most common reactive pair is 

amine/anhydride which has frequently been used in commercial reactively 

compatibilized polymer blends 
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Figure 2.5 Chemical reactions between functional groups: (A) acid/amine reaction to form an 

amide; (B) amine/epoxy reactions; (C) carboxylic acid/oxazoline; (D) carboxylic acid/epoxy; (E) 

two-step reaction to form an imide from amines and cyclic anhydrides.  

 

Orr et al 
[89] 

measured homogeneous reaction kinetics at 180
o
C using a number of 

polystyrene (PS) with different terminal groups. The reactivity of the functional group 

is in the following order: amine/isocyanate > amine/anhydride > 

carboxylic/anhydride > acid/epoxy > acid/oxazoline > amine/epoxy. The reaction 

between amine and isocyanate is fastest and conversion reaches 99% in 2 min. 

2.4.2 Measurement of interfacial reaction 

It is often very difficult to measure the amount of an in-situ formed copolymer 

by an interfacial reaction because its concentration is often too low to be detected by 

standard techniques like nuclear magnetic resonance (NMR) and infrared (IR) 

spectroscopy 
[90-92]

. Moreover, it is difficult to separate the in-situ formed copolymer 

from the polymer blend. Some researchers separated in-situ formed copolymers from 

polymer blends by solvent extraction and then measured their contents. An extraction 

procedure was carried out to remove the PA6 phase and the remaining SMA was 

analyzed by FTIR to measure the amount of the reacted functional group. Similar 

FTIR experiments were performed by Tan et al. 
[90]

 who investigated the interfacial 

reinforcement of reactive PS/PA6 blends. Dedecker et al. 
[64] 

investigated the 
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interfacial graft copolymer formation during reactive melt blending of PA6 and SMA. 

Jeon et al. studied the effect of the reaction rate on the morphology of the reactive 

blend using PS-mCOOH/PMMA with PMMA-GMA as a reactive compatibilizer 
[92]

. 

A mixture of solvents (cyclohexane and toluene) was used to separate the in-situ 

formed PMMA-g-PS from the blend. Unfortunately, that extraction method led to 

high errorr due to the incomplete removal of the unreacted polymer. In general, it is 

not always possible to find an appropriate solvent to separate in-situ formed 

copolymers from polymer blends. To overcome this difficulty, fluorescent groups are 

incorporated in reactive compatibilizers, allowing accurate detection of very small 

amounts of in-situ formed copolymers.  

Macosko 
[93, 94]

 synthesised anhydride-terminal PMMA (PMMA-eAn) and 

amine-terminal PS (PS-NH2) to compatibilize PS/PMMA blends. A fluorescent group 

was incorporated into the PMMA-eAn to allow detecting the interfacial reaction via a 

size exclusion chromatography (SEC) with a UV detector. The results showed that the 

interfacial reaction between aliphatic amine/anhydride was very fast and final 

conversions were reached in 10 min for all polymer blends. 

2.4.3 Follow-up of interfacial reaction in a twin screw extruder 

Yquel et al. 
[95]

 developed a sampling device to near-real-time investigate the 

interfacial reaction occurring inside a laboratory twin-screw extruder. It is shown in 

Figure 2.6. It allows sampling about 2 g of material from the circular aperture in a 

barrel wall (1) which takes about 3-5 s. The sample flow is controlled by a cylindrical 

valve (2), containing two cavities (3) and (4). When the valve is positioned as shown 

in Figure 2.6, there is no flow out of the extruder. The valve is rotated to expose hole 

(1) to the cavity to collect the sample. The residual MA content in SMA was measured 

by FTIR. The results showed that from the feeder of the extruder to the first kneading 

zone (t=38s) the MA content of SMA was decreased from 23.9 to 17.6 mol%. The 

MA conversion only slightly decreased from location B to location D (53 s-145 s). 

The results indicated that the imidation mainly occurred in the melting zone.  
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Figure 2.6 Scheme of a sampling device. 

 

2.4.4 Effect of the molecular architecture of reactive compatibilizers 

The molecular architecture of a reactive compatibilizer may have a significant 

effect on the interfacial reaction (rate of formation, molecular architecture and amount 

of the in-situ formed copolymer) and consequently on its compatibilizing efficiency 

[96-104]
. In general, a reactive compatibilizer with a smaller molar mass would diffuse 

to the interface faster and a decrease in the dispersed phase domain size would occur 

earlier 
[105-110]

. However, when the molar mass of the reactive compatibilizer is 

smaller than a critical value, the molecular architecture of the resulting graft or block 

copolymer would be asymmetrical that it would tend to leave the interfaces and lose 

its compatibilizing efficiency. For instance, in case of a hydroxyl terminated 

PS/PMMA blend, when the molar mass of the in-situ formed block copolymer 

PS-b-PMMA was small enough, many micelles were formed in the dispersed PMMA 

phase PMMA and the compatibilizing efficiency was low 
[111]

. 

The content of the reactive group of a reactive compatibilizer could affect the 

interfacial reaction and the molecular architecture of the in-situ formed copolymer 

[112-114]
. When the reactive group of the reactive compatibilizer increases from one to 

multiple per chain, the in-situ formed graft copolymer changes from a Y shaped 

structure to a comb-shaped structure. The change in the molecular architecture of the 

copolymer would influence the comaptibilizing efficiency 
[115]

. Dedecker 
[91]

 

investigated the effect of MA content of a SMA on the PA6/SMA blend. As the MA 

content of the SMA increased, the amount of the copolymer increased and the 
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dispersed phase domain size decreased. However, when the content of the reactive 

group of a reactive compatibilizer exceeds a critical value, the in-situ formed 

copolymer could leave the interface due to its thermodynamic instability at the 

interface, losing its compatibilizing efficiency. For example, Zhang et al. 
[116]

 

investigated the PS/PA6/PS-TMI reactive polymer blend and found that the 

compatibilizing efficiency of PS-TMI with 8 wt% TMI was much lower than that of 

PS-TMI with 4 wt% TMI. 

2.4.5 Effect of processing parameters 

Mixing is one of the most important effects on reactive compatibilization 

processes 
[117]

. Intense mixing could improve the dispersion and generate large 

interface area, leading to an increase in the interfacial reaction rate. For example, Hu 

and Kadri 
[118]

 studied the effect of the mixing speed on the hydroxyl terminated PS 

(PS-OH) and the methyl methacrylate and 3-isopropenyl-α, α‟-dimethylbenzene 

isocyanate copolymer (PMMA-TMI). As the mixing speed increased, more interfaces 

were generated, leading to more interfacial reaction. Marechal et al. 
[119]

 found similar 

results in a PA6/ethylene-propylene rubber reactive blend. When the mixing time was 

fixed at 2 min, the interfacial reaction rate increased with increasing mixing speed.  

Temperature may also affect the interfacial reaction of a reactive 

compatibilization process. Hu and Kadri
[118]

 found when the molar mass of PS-OH 

(56400 g/mol) was higher than the entanglement molar mass Me (13000 g/mol), the 

interfacial reaction rates at 175 and 205
o
C were almost the same. When the molar 

mass of PS-OH was decreased to 8500 g/mol which was lower than Me, the interfacial 

reaction rate increased with increasing temperature. This indicates that when molar 

mass of PS-OH was high, the interfacial reaction rate was not sensitive to temperature; 

when the molar mass of PS-OH was low, the interfacial reaction rate was sensitive to 

it. The difference could be explained as follows: the interfacial reaction was 

controlled by diffusion when the molar mass of PS-OH was high and it was controlled 

by reaction kinetics when the molar mass of PS-OH was low. The activation energy 

of diffusion (5-10 kcal/mol) is much lower than that of chemical reaction (15-25 
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kcal/mol). The reaction rate is more sensitive to temperature when the activation 

energy increases.  

2.5  In-line measurement of polymer blending process 

It is very difficult to investigate mixing and interfacial reaction of a reactive 

compatibilization process in a twin screw extruder because of complex 

thermomechanical conditions. The use of process analysis technology (PAT) 
[120, 121] 

could measure the temperature, pressure, viscosity, morphology and reaction in real 

time 
[122]

, which helps control and optimize the process and product quality. Moreover, 

PAT help deep understanding of the process by providing data necessary for process 

simulation
 [123]

. 

PAT could be divided into off-line, on-line and in-line measurements. Off-line 

methods are simple but often lead to large delays between the occurrence of defects or 

process instabilities and their detection. On-line techniques require a sampling stream 

to be diverted from the process flow line and transferred to the measurement device. 

Thus, it is isolated from the main stream which simplifies maintenance work. In-line 

measurements are implemented directly within the processing line, resulting in very 

short (or even non-existent) delays for sampling. However, in-line sensors may 

interfere with the process and sensors can be influenced by temperature or pressure. 

In-line methods could reflect real polymer blending conditions and thus attract much 

attention. Traditional PAT in chemical engineering processes is based on temperature 

and pressure measurements. However, it could not necessarily guarantee the stability 

of the manufacturing process and the performance of the product, especially for 

complex processes such as polymer blending processes. Therefore, researchers 

attempted to develop specific in-line measurement methods for polymer blending 

processes, as shown in Figure 2.7 
[123]

. 
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Figure 2.7 Methods for in-line monitoring of polymer blending processes. 

 

2.5.1 In-line measurement of properties and chemical composition of polymers  

Since an ultrasound spectroscopy probe could stand high-pressure, it has been 

applied to polymer processing including polymer foaming, polymer blending and 

thermoset processing 
[121, 124-128]

 from 1980s to in-line measure the melting behaviour 

and blend compositions during processing.  

In-line measurement of electrical conductivity is another PAT. Dielectric 

relaxation spectroscopy (DRS) is usually used to in-line measure the conductivity to 

probe the content of conductive fillers (carbon or carbon nanotube) during a polymer 

blending process. For example, Alig et al. 
[129, 130]

 installed insulated electrodes of the 

plate-capacitor in the die exit of a twin screw extruder (Figure 2.8) to in-line measure 

the conductivity of polycarbonate (PC) melt containing multi-walled carbon 

nanotubes (MWCNT). 
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Figure 2.8  Configuration of the die of the extruder. 

 

Optical spectroscopic techniques are used to measure the chemical structure of 

polymers in a screw extruder. Fourier-transform infrared spectroscopy (FTIR) was the 

first optical spectroscopic method that was applied for polymer processing. Fisher et 

al. 
[123]

 mounted
 
a ZnSe-attenuated total reflection (ATR) probe in the crotch region 

between the screws of a twin screw extruder to in-line monitor the copolymerization 

of the styrene-maleic-anhydride system. Later, near infrared spectroscopy (NIR)
 

[131-134]
, Raman spectroscopy 

[135, 136]
, ultraviolet spectroscopy (UV)

 [137-139]
 and 

fluorescent spectroscopy 
[140-142]

 were applied to polymer blending processes. Alig et 

al. 
[143]

 combined NIR, Roman and ultrasound spectroscopy to in-line measure 

polymer blend compositions in a twin screw extruder, as shown in Figure 2.9. 

 

 

Figure 2.9 Picture of a slit die of a twin-screw extruder: NIR reflectance probe (1), Raman probes 
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(2, 3), ultrasonic transducer (4, 5), temperature (6) and pressure sensor (7, 8). 

 

2.5.2 In-line measurement of morphology 

The morphology of polymer blends directly influences their final performances. 

Therefore, it is important to in-line monitor the morphology during polymer 

processing. The dispersed phase domain size for immiscible polymer blends to exhibit 

optimum mechanical properties such as impact strength usually ranges from around 

0.2 to 1 μm, which could be measured via small-angle light scattering. Figure 2.10 is 

the scheme of a small-angle light scattering setup for morphology monitoring during 

extrusion 
[123]

.
 
The sapphire windows were mounted face to face at the melt channel 

so that the melt could be detected by a laser beam. The incident laser light is scattered 

by the dispersed phase domains and the scattering cone was captured by a diffusive 

screen. The scattering pattern was projected onto the chip of a CCD camera to obtain 

the morphology of the polymer blend. Figure 2.11 compares the light scattering 

pattern (left column) and SEM images at different positions within the extruded strand 

of a polypropylene (PP)/ polyolefin elastomer (POE) blend. The morphology at 

different positions was different because of the boundary effect. At a throughput of 

2.5 kg/h, the scattering pattern and SEM exhibited superposition of fibers and spheres. 

Increasing the throughput to 20 kg/h, the needle structure was not stable and became 

spheres. 

The ultrasound spectroscopy could be used to in-line measure the morphology of 

polymer blends in complement with small-angle light scattering. Alig et al. 
[123]

 used 

the pulse transmission setup (thickness of the melt channel 4 mm) to in-line 

ultrasound measure the dispersion of PP/chalk composites. The contribution of the 

polymer matrix to ultrasonic absorption could be neglected and, therefore, the sound 

attenuation in the PP/chalk melts was dominated by scattering of the ultrasonic waves 

on the filler particles. The nanoparticle size could be obtained by theoretical 

calculation. Besides, the ultrasonic in-line measurements are not limited to optical 

transparent samples. 
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Figure 2.10 Scheme of a small-angle light scattering setup for morphology monitoring during 

extrusion. 

 

 
Figure 2.11 Light scattering pattern (left column) and SEM images at different positions within the 

extruded strand of a PP/POE blend. “Boundary” represents the position near the screw wall; 

“center” represents the axis; “intermediate region” represents for the position between the axis and 

screw wall.  
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Chapter 3 Effect of molecular architecture of reactive 
compatibilizer-tracer on the interfacial reaction and 

morphology in polymer batch blending 

3.1 Introduction 

During reactive polymer blending, the evolution of morphology and interfacial 

reaction are highly coupled. Moreover, the amount of the in-situ formed copolymer is 

often too small to measure. In order to take this challenge, fluorescent groups are 

incorporated into a reactive compatbilizer to form a reactive compatibilizer-tracer. 

The latter acts both as a reactive compatibilizer to reduce the dispersed phase domain 

size and a tracer allowing for accurate detection of small amounts of the in-situ 

formed copolymer.  

This chapter is based on the polymer blending system of polystyrene (PS) and 

polyamide 6 (PA6). Two reactive compatibilizer-tracers are synthesized: (1) 

9-(methylaminomethyl)anthracene (MAMA) containing fluorescent group is 

introduced into the styrene (St) and 3-isopropenyl-α, α‟-dimethylbenzene isocyanate 

(TMI) copolymer (PS-TMI) to form a multifunctional reactive compatibilizer-tracer 

PS-TMI-MAMA; (2) 9-Anthracenecarboxylic acid containing fluorescent group is 

introduced into the anhydride-terminated polystyrene (Anhy-PS-Br) to form a 

chain-end functional reactive compatibilizer-tracer Anhy-PS-Anth. 

PS-TMI-MAMA and Anhy-PS-Anth are chosen as the reactive 

compatibilizer-tracers for two reasons. Firstly, the isocyanate (NCO) groups in 

PS-TMI-MAMA and anhydride group in Anhy-PS-Anth could react with the terminal 

amine group of PA6 to in-situ form graft copolymer PS-g-PA6-MAMA and block 

copolymer PS-b-PA6-Anth, respectively. Secondly and most importantly, the 

anthracene groups in PS-g-PA6-MAMA and PS-b-PA6-Anth have fluorescent 

properties which allow detecting the amount of the reaction via size exclusion 

chromatography (SEC) with an ultraviolet (UV) detector. 
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3.2 Experimental 

3.2.1 Materials 

Table 3.1 shows the information of chemicals used in this chapter. Styrene (St) 

was purified under vacuum distillation to remove the polymerization inhibitor 

Toluene was purified by distillation. Benzoyl peroxide (BPO) as the initiator was 

purified by dissolution in chloroform, precipitation in methanol, and vacuum-drying 

at room temperature. Other chemicals were used as received. Selected characteristics 

of PS and PA6 used in this work are shown in Table 3.2. 

 

Table 3.1 Selected information on chemicals 

Chemicals Standard Supplier 

Styrene (St) AR Sinopharm Chemicals 

Toluene AR Sinopharm Chemicals 

Benzoyl peroxide (BPO) AR Sinopharm Chemicals 

3-isopropenyl-α, α‟-dimethylbenzene 

isocyanate (TMI) 
AR Sigma Aldrich 

Methanol AR Sinopharm Chemicals 

9-(methylaminomethyl)anthracene 

(MAMA) 
AR Sigma Aldrich 

Tetrahydrofuran (THF) AR Sinopharm Chemicals 

Formic acid AR Sinopharm Chemicals 

4-methylphthalic anhydride AR ACROS 

N-bromosuccimide (NBS) AR ACROS 

CuCl AR Aladdin 

2,2-bipyridyl (dpy) AR Sinopharm Chemicals 

9- anthracene carboxylic acid (Anth) AR J & K 

K2CO3  AR Sinopharm Chemicals 

N, N-dimethyl formamidine (DMF) AR Sinopharm Chemicals 
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Table 3.2 Characteristics of PS and PA6 used in this study. 

Materials 
Mw

a
 

(kg/mol) 

Mn
a
 

(kg/mol) 

Content of terminal 

amine (μmol/g)
b
 

Supplier 

PS 228.8 101.3 - 
Yangzi-BASF Styrenics 

Co. Nanjing, China 

PA6 49.4 19.4 60.3 UBE Nylon Ltd., Thailand 

a
 Molar masses measured by SEC using PS standards for the calibration and tetrahydrofuran (THF) 

as the eluent．PA6 was first N-trifluoroaeetylated before the SEC measurement. 
b
 The content of terminal amine in PA6 was titrated by hydrochloric acid solution. 

 

3.2.2 Synthesis of PS-TMI-MAMA 

3.2.2.1 Synthesis of PS-TMI 

The copolymer PS-TMI of St and TMI was synthesized via free radical solution 

polymerization, which is shown in Figure 3.1. The polymerization was prepared in a 

1-L glass reactor equipped with mechanical stirrer under the protection of N2. Toluene, 

St and TMI were charged to the reactor firstly followed by the addition of BPO when 

the reactor reached at the setting temperature controlled by the circulating water. The 

polymerization lasted for 12h. The product was precipitated in the icy methanol twice 

and dried in vacuum oven at 80
o
C for 12h. More details of synthesis are provided 

elsewhere.
 [144-148] 

The compositions of St/TMI/BPO/toluene and polymerization 

temperature are shown in Table 3.3. 

 

Figure 3.1 Scheme of PS-TMI synthesis. 
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Table 3.3 Compositions of St/TMI/BPO/toluene and polymerization temperature used for the 

synthesis of PS-TMI 

PS-TMI St/TMI/BPO/Toluene Temperature (
o
C) 

PS-TMI1 60 ml/4.8 ml/0.35 g/40 ml 80 

PS-TMI2 40 ml/3.2 ml/0.021 g/60 ml 70 

 

3.2.2.2 Synthesis of PS-TMI-MAMA 

Scheme of PS-TMI-MAMA synthesis is shown in Figure 3.2. PS-TMI-MAMA 

was prepared by coupling PS-TMI and MAMA in the THF at 40
o
C for 4 h. The 

resulting product was predicated in the icy methanol twice and dried in vacuum oven 

at 80
o
C for 12h. The composition of PS-TMI/MAMA/THF is shown in Table 3.4. 

During the reaction, only a fraction of isocyanate group in PS-TMI reacted with 

MAMA so that there were a large amount of isocyanate groups in PS-TMI-MAMA. 

 

Figure 3.2 Scheme of PS-TMI-MAMA synthesis. 

 

Table 3.4 Compositions of PS-TMI/MAMA/THF for the synthesis of PS-TMI-MAMA. 

PS-TMI-MAMA PS-TMI/MAMA/THF PS-TMI 

PS-TMI-MAMA1 10 g/0.05 g/50 ml PS-TMI1 

PS-TMI-MAMA2 10 g/0.72 g/50 ml PS-TMI2 

PS-TMI-MAMA3 10 g/0.20 g/50 ml PS-TMI2 

 

3.2.3 Synthesis of Anhy-PS-Anth  

3.2.3.1 Synthesis of 4-bromomethylphthalic anhydride  

The scheme of 4-bromomethylphthalic anhydride synthesis is shown in Figure 

3.3. 4-methylphthalic anhydride (5.0 g) was dissolved in carbon tetrachloride (CCl4; 

50 mL). NBS (5.5 g) and BPO (0.31 g) were added later. After the reaction mixture 

was refluxed at 90
o
C for 2 h, the mixture was cooled in an ice bath and then the 

succinimide was filtered off. Lastly, the organic phase was evaporated under vacuum 
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to remove CCl4 yielding yellowish oil. The resulting product was 

4-bromomethylphthalic anhydride, which was subsequently used as the ATRP 

initiator. 

 

Figure 3.3 Scheme of 4-bromomethylphthalic anhydride synthesis. 

 

3.2.3.2 Synthesis of Anhy-PS-Br 

Anhy-PS-Br was synthesized via atom transfer radical polymerization (ATRP) 

which is shown in Figure 3.4. 4-bromomethylphthalic anhydride was used to initiate 

the polymerization of styrene with the catalyst system of CuCl/Cu/bpy.  

 
Figure 3.4 Scheme of Anhy-PS-Br synthesis. 

 

CuCl (0.079 g), Cu (0.051 g), bpy (0.373 g), 4-bromomethylphthalic anhydride 

(0.236 g) were dissolved in 33.1 ml of styrene and the solution was then transferred to 

a 50 ml flask and degassed by three freeze-pump-thaw cycles. The flask was placed in 

an oil bath at 80
o
C to initiate the polymerization. The reaction lasted for 12 h and the 

mixture was dissolved in THF, followed by passing through a cation exchange resin 

column to remove the catalyst. Most of THF was distilled under reduced pressure and 

then the solution was precipitated in cold methane. The product was dried under 

vacuum at 80
o
C. 

3.2.3.3 Synthesis of Anhy-PS-Anth  

Anhy-PS-Anth was obtained by a nucleophilic substitution reaction which is 

illustrated in Figure 3.5. 
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Figure 3.5 Scheme of Anhy-PS-Anth synthesis 

 

Anhy-PS-Br, 9-Anthroic acid and K2CO3 with a molar ratio of 1/1.5/1.5 were 

dissolved in 60 ml DMF in a 100 ml flask. The reaction was carried out under N2 

atmosphere at 70
o
C for 12 h. The yellow solution was precipitated in cold water and 

the yellow product was washed by cold methane for three times and dried under 

vacuum at 80
o
C. 

3.2.4 Blending  

PS/PA6/PS-TMI-MAMA blends were processed in a batch mixer of type 

Brabender torque rheometer with a mixing chamber of 50 ml in capacity, which is 

shown in Figure 3.6. The two rotors located in the mixing chamber ensure the mixing. 

The PS-TMI-MAMA content in the blends was always 1.5 wt% of the total mass of 

the PS and PA6. The mixing of the blending systems was ensured by the rotation of 

two rotors of the mixing chamber. Two mixing modes were adopted, as show below: 

1) Continuous mixing: after mixing at several minutes (1, 2, 3, 4, 5, 8 or 10 min), the 

samples are taken out to the liquid nitrogen to freeze the morphology. 

2) Stepwise mixing: after mixing at 2 min, the rotors stopped rotating, and the 

blending system was annealed under the quiescent condition for a period of time 

(3 min, 5 min or 8 min) and then the mixing was resumed at 100 rpm.  
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Polymer blend 
components

 

Figure 3.6 Scheme of a batch mixer. 

 

 
Figure 3.7 Mixing modes used for polymer blending. 

3.2.5 Fourier transform infrared spectrometer (FTIR) 

FTIR (Nicolet 5700) was used to characterize the polymer products. FTIR 

spectra were then recorded on those films with 32 scans and a resolution of 4 cm
-1

. 

The polymer was dissolved in THF with the concentration of 0.03 g/ml and the 

polymer solution was cast to thin films on a KBr disc.   

3.2.6 Size exclusion chromatography (SEC) 

The polymer products were dissolved in THF with a concentration of 3 mg/ml. 

After filtration, the solution was injected into the SEC apparatus (Waters 1525/2414; 

injection volume: 50 μl) with a refractometer and a UV-detector (UV 254nm and UV 

367 nm).  

3.2.7 Ultraviolet spectrometer (UV) 
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    The polymer products were dissolved in THF and measured by UV (UV3802) 

between 200-400 nm. 

3.2.8 Morphology of polymer blend 

The size of the PA6 domains in the PS matrix was characterized by scanning 

electron microscopy (SEM) of type ZEISS ULTRA55. Before the SEM observation, 

samples were fractured in liquid nitrogen, and immersed in formic acid at room 

temperature for 12 h to remove the dispersed phase domains (PA6) from the fractured 

surface, and finally dried in a vacuum oven at 80
o
C for 12 h. The dried samples were 

sputtered with gold and analyzed by SEM at 5 kV. A semi-automatic image analysis 

was used to determine the diameter of the dispersed phase domains. It was 

characterized by the volume average particle diameter, dv, defined as follows:  

dv=
∑ nidi4∑ nidi3          (3-1) 

For each blend, at least 500 particles were counted for statistically meaningful values 

of dv. In this work, the number average diameter followed the same trend as dv.  

3.2.9 Determination of the amount of reacted copolymer 

Before the SEC measurement, the reacted copolymer and the intact (non-reacted) 

one were separated from the blends in the following manner. Take PS-TMI-MAMA as 

an example. About 1 g of the blend was introduced to a centrifuge tube filled with 50 

ml (THF) at room temperature. The tube was then placed in a shaker to promote the 

dissolution of the PS and the intact PS-TMI-MAMA. After 48 h of dissolution, the 

solution was centrifuged at 9000 rpm for 20 min. The supernatant solution was 

thrown away and THF was added to the tube. The solution in the tube was shaken for 

another 48 h. That process was repeated three times in order to thoroughly remove the 

PS and the intact PS-TMI-MAMA. The final insoluble products were mixtures of the 

non-reacted PA6 and PS-g-PA6-MAMA graft copolymer formed by the interfacial 

reaction between the PS-TMI-MAMA and PA6.  

The PA6 and PS-g-PA6-MAMA became soluble in THF after they had reacted 

with N-trifluoroacetic anhydride (TFAA).
 [149]

 Before the N-trifluoroacetylation, the 
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mixture of the PA6 and PS-g-PA6-MAMA was dried in a vacuum oven at 80
o
C for 12 

h to remove moisture. About 0.03 g of the dried mixture was added to a flask followed 

by 4 ml CH2Cl2, 2 ml TFAA and 6 ml CHCl3 in a sequential manner. After 24 h of 

reaction, the TFAA modified mixture was isolated by rotary evaporation at 30
o
C, and 

then dissolved in THF to prepare SEC solution with a concentration of 3 mg/ml. After 

the filtration, 50 μl of the solution was injected into a SEC apparatus equipped with a 

refractometer and a UV detector. Caution: the solution should be measured by SEC 

within a few hours after it was prepared. Otherwise it would form gel.  

The fluorescent labels of the PS-TMI-MAMA and Anhy-PS-Anth allowed 

determining the amount of the PS-TMI-MAMA and Anhy-PS-Anth that had reacted 

during the reactive blending process via SEC with a UV detector. MAMA and Anth 

had very strong UV-absorption at 367 nm while the PA6 and PS did not have any 

absorption there. It should be noted that the extent of the interfacial reaction was 

defined as the percentage of the amount of the reacted reactive compatibilizer-tracer 

with respect to that of the PS/PA6 blend. PS-TMI-MAMA has multiple NCO groups 

per chain. Once one NCO group in PS-TMI-MAMA reacted with PA6, this 

PS-TMI-MAMA chain was counted into the content of reacted PS-TMI-MAMA  

3.2.10 Confocal microscopy 

The formation and size of PS-g-PA6-MAMA graft copolymer micelles in the 

PS/PA6 blends were examined by confocal microscopy. Polymer blends were cut to 

specimens of 1 to 2 mm thick and 1 cm x 1 cm large. Fluorescent microscopy 

measurements were performed on an improved Leica Microsystems apparatus.
22

 The 

fluorescence signal for anthracene was collected in the reflected light channel. All 

image acquisition procedures were performed at an excitation wavelength of 800 nm, 

with the pinhole fully opened (8.41 AU). A band-pass filter enabled to select the 

detection spectral range (400/25 nm center wavelength/bandwidth) for anthracene and 

to reject the infrared excitation beam. 

3.3 Result and discussion 
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3.3.1 Characteristic of PS-TMI-MAMA  

3.3.1.1 FTIR of PS-TMI 

The FTIR spectrums of PS and PS-TMI1 are shown in Figure 3.8. It can be seen 

that PS and PS-TMI have peaks at 1601 cm
-1

and 1492 cm
-1

 which indicate the 

benzene ring and overtone peaks between 1667 cm
-1

 and 2000 cm
-1

 which indicate the 

benzene derivatives. Besides, PS-TMI-1 also has a peak at 2254 cm
-1

 which indicates 

the -N=C=O. These results show that the polymer product has benzene ring and TMI. 

Because the TMI monomer could not polymerization itself, indicating that the 

polymer product is PS-TMI. 
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Figure 3.8 FTIR spectrums of PS and PS-TMI1. 

 

3.3.1.2 Content of TMI  

PS-TMI reacted with excess MAMA so that all the NCO groups in PS-TMI were 

resumed. The polymer product was precipitated in the icy methanol twice to wash the 

excess MAMA away. Then the molar content of MAMA in PS-MAMA is equal to that 

of TMI in PS-TMI. 

The ultraviolet absorption spectrum of MAMA and polymer product 

PS-MAMA1 of the reaction of PS-TMI1 and excess MAMA in THF solution are 

shown in Figure 3.9. It can be seen that in the wavelength range between 300 nm and 

420 nm, these two polymers have the same maximum wavelength at 367 nm and their 

UV absorption spectrum almost superimposes, which indicates that the introduction 
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of St and TMI has no influence on the UV absorption of MAMA. Hence, the MAMA 

content in PS-MAMA1 could be calculated based on the linear relationship between 

MAMA concentration and UV intensity at 367nm (Figure 3.10). 

The characteristics of PS-TMI-MAMA are shown in Table 3.5. 
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Figure 3.9 Ultraviolet absorption spectrum of MAMA and PS-MAMA1. 
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Figure 3.10 Linear relationships between the intensity of UV absorption of MAMA and its 

concentration in THF under 367 nm. 

 

Table 3.5 Charateristics of PS-TMI-MAMA. 

PS-TMI-MAMA 
Mn 

(kg/mol) 

TMI 

(wt%) 

MAMA 

(wt%) 

Number of TMI 

per chain 

Number of St 

between TMI 

PS-TMI-MAMA1 37.6 7.1 0.5 13.3 23.0 

PS-TMI-MAMA2 118 2.4 7.2 14.1 68.0 

PS-TMI-MAMA3 118 7.7 1.9 45.2 22.4 
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3.3.2 Characteristic of Anhy-PS-Anth 

The FTIR spectrum of Anhy-PS-Br and Anhy-PS-Anth is shown in Figure 3.11. 

It can be seen that Anhy-PS-Br and Anhy-PS-Anth have absorption peaks at 1258 

cm
-1

, 1782 cm
-1

 and 1850 cm
-1

 which indicate the anhydride group and absorption 

peaks at 1601 cm
-1 

and 1492 cm
-1

 which indicate the benzene ring and overtone peaks 

of benzene ring between 1667 cm
-1

 and 2000 cm
-1

. The results show 

4-bromomethylphthalic anhydride initiate the polymerization of St monomer to 

produce Anhy-PS-Br. Besides, Anhy-PS-Anth has peak absorption of carbonyl group 

at 1679 cm
-1

, indicating the product of the reaction between Anhy-PS-Br and 9- 

anthracene carboxylic acid is Anhy-PS-Anth. The number-average molar mass of 

Anhy-PS-Anth is 32.9 kg/mol.  

1000 1500 2000 2500 3000

Anhy-PS-Anth

 
 

Wavenumber (cm-1)

Anhy-PS-Br

 

 

Figure 3.11 FTIR spectrums of Anhy-PS-Br and Anhy-PS-Anth. 

 

3.3.3 Effect of graft and block reactive compatibilizer-tracer 

During the reactive polymer blending, the PS-TMI-MAMA and Anhy-PS-Anth 

would migrate to the interface of PS and PA6 and react with the terminal amine group 

of PA6 to in-situ form the graft copolymer PS-g-PA6-MAMA and block copolymer 

PS-b-PA6-Anth respectively, as shown in Figure 3.12 and Figure 3.13.  
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Figure 3.12 The scheme of formation of PS-g-PA6-MAMA of PS/PA6/PS-TMI-MAMA system. 

Figure 3.13 formation of PS-b-PA6-Anth by in-situ comnpatibilization of PS/PA6/Anhy-PS-Anth 

blend system. 

Figure 3.14 shows the evolution of the content of reacted copolymer (a)，

dispersed phase domain size (b) as a function of time and the evolution of the 

dispersed phase domain size as a function of the content of the reacted copolymer (c) 

of the PS/PA6 (80/20) blend with PS-TMI-MAMA1 as the graft reactive 

compatibilizer-tracer and Anth-PS-Anth as the block reactive compatibilizer-tracer. It 

can be seen that during the short blending time (< 4 min), the content of the reacted 

Anhy-PS-Anth and PS-TMI-MAMA1 are almost the same. However, the dispersed 

phase domain size of the polymer blend system with PS-TMI-MAMA1 as the reactive 

compatibilizer-tracer is smaller than that of the polymer blend system with 

Anhy-PS-Anth as the reactive compatibilizer-tracer. For example, in terms of the 

polymer blend system with PS-TMI-MAMA1, the dispersed phase domains size is 

about 0.5 μm in less than 1 min of mixing, and reaches the minimum value at 0.45 μm 

for another 1 min of mixing. In terms of the polymer blend system with Anhy-PS-Anth, 

the dispersed phase domains size reaches about 1.5 μm in less than 1 min of mixing, 

and reaches the minimum value at 1.0 μm for another 3 min of mixing. It indicates that 

the compatibiliizng efficiency of Anhy-PS-Anth is lower than that of 

PS-TMI-MAMA1 during the initial period of mixing. The number-average molar 

mass of PS-TMI-MAMA1 (Mn=37.8 kg/mol) is very close to that of Anhy-PS-Anth 

(Mn=32.9 kg/mol). However, PS-TMI-MAMA1 has 13.3 NCO groups per chain and 

Anhy-PS-Anth just has one terminal anhydride group. Thus, the compatibilizing 
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efficiency of PS-TMI-MAMA1 is higher here. 

When the mixing time increases to 5 min, the in-situ formed graft copolymer or 

block copolymer both increase slightly. The dispersed phase domain size of the 

polymer blending system with Anhy-PS-Anth remains unchanged, indicating that the 

in-situ formed block copolymer reaches a critical concentration. However, the 

dispersed phase domain size of PS-TMI-MAMA1 system increases sharply. It can 

also be seen from Figure 3.14c and 3.15 that for both compositions PS/PA6 (80/20) 

and (95/5), the dispersed phase domain size starts to drastically increase when the 

content of the reacted PS-TMI-MAMA1 reaches a critical value. 

For a normal reactive polymer blending process, the dispersed phase domain size 

is expected to decrease with mixing time first and then level off, such as the 

PS/PA6/Anhy-PS-Anth (80/20/1.5) blend. However, in the case of the 

PS/PA6/PS-TMI-MAMA1 (80/20/1.5) and (95/5/1.5) blending systems, a strange 

phenomenon occurs, which may be related to the molecular architecture of the in-situ 

formed copolymer. In the later period of mixing, the number of PA6 grafts in the 

in-situ formed PS-g-PA6-MAMA increases. Then PS-g-PA6-MAMA with multiple 

grafts could not be stable at the interface and would be pulled out of the interface, 

resulting in the sharp increase in the dispersed phase domain size. However, for the 

Anhy-PS-Anth blending system, the molecular architecture of the in-situ formed 

block copolymer remains unchanged with mixing time. The block copolymer would 

be stable at the interface and prevent the dispersed phase domains from coalescence.  
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Figure 3.14 Evolution of the content of the reacted copolymer (a)，dispersed phase domain size (b) 

as a function of time and the evolution of the dispersed phase domain size as a function of the 

content of the reacted copolymer (c) of the PS/PA6 (80/20) blend with PS-TMI-MAMA1 as the 

graft reactive compatibilizer-tracer and Anth-PS-Anth as the block reactive compatibilizer-tracer. 
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Figure 3.15 Evolution of the dispersed phase domain size (PA6) of the PS/PA6/PS-TMI-MAMA1 

(80/20/1.5) and (95/5/1.5) reactive blending system as a function of the content of the reacted 

PS-TMI-MAMA. 

3.3.4 Effect of the molecular architecture of graft reactive compaitbilizer-tracer 

In order to confirm that the increase in the dispersed phase domain size during 

the later period of mixing is related to the molecular architecture of the compatibilizer, 

three graft reactive compatibilizer-tracers with different molecular architectures 

(Figure 3.16) are used to investigate the effect of the molecular architecture on the 

PS/PA6 (80/20) blend. 

PS-TMI-MAMA1

PS-TMI-MAMA3

PS-TMI-MAMA2

 

Figure 3.16 Three different kinds of reactive compatibilizer-tracers PS-TMI-MAMA. 

 

PS-TMI-MAMA1 and PS-TMI-MAMA2 have the same number of TMI per 

chain, but the molar mass of the latter is about twice that of the former. It indicates 

that the PA6 graft density in the PS-TMI-MAMA1 blend system is twice that of the 

PS-TMI-MAMA2 blend system after complete reaction with the PA6. Hence, 

compared to the PS-TMI-MAMA1 system, the repulsion force between the PS 

backbone of PS-g-PA6-MAMA and the dispersed phase PA6 is much larger than the 
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PS-TMI-MAMA2 system. The PS-g-PA6-MAMA of the PS-TMI-MAMA2 system 

needs to overcome much higher energetic barriers to migrate to the PA6.  

Figure 3.17 is the evolution of the content of the reacted PS-TMI-MAMA (a) and 

the dispersed phase domain size (b) as a function of time using PS-TMI-MAMA1 and 

PS-TMI-MAMA2 as the reactive compatibilizer-tracers for the PS/PA6 (80/20) blend. 

It can be seen that during the later period of mixing, in the case of PS-TMI-MAMA2 

whose molar mass is higher than that of PS-TMI-MAMA1, the amount of the in-situ 

formed graft copolymer is smaller than that of PS-TMI-MAMA1 but the degree of the 

increase in the dispersed phase domain size is less serious than that of 

PS-TMI-MAMA1. It confirms that PS-g-PA6-MAMA with more spaced PA6 grafts 

would be more stable at the interface and more difficult to be pulled out of the 

interface, resulting in a more moderate increase in the dispersed phase domain size.  

0 2 4 6 8 10 12 14
0.0

0.5

1.0

1.5

 

 

 Time (min)

R
e
a
c
te

d
 P

S
-T

M
I-

M
A

M
A

 c
o
n
te

n
t 
(%

) 

 PS-TMI-MAMA1

 PS-TMI-MAMA2

MixingAnnealingMixing

0 2 4 6 8 10 12 14
0

1

2

3

4

5

6

 Time (min)

 

 

d
v
 (
m

)

 Without compatibilizer

 PS-TMI-MAMA1

 PS-TMI-MAMA2

Mixing Annealing Mixing

 

(a)                                   (b) 

Figure 3.17 Evolution of the content of reacted PS-TMI-MAMA (a) and the dispersed phase 

domain size (b) as a function of time using PS-TMI-MAMA1 and PS-TMI-MAMA2 as the 

reactive compatibilizer-tracers for the PS/PA6 (80/20) blend. 

 

PS-TMI-MAMA1 and PS-TMI-MAMA3 are used to investigate the effect of 

molar mass for a given TMI density. Figure 3.18 is the evolution of the content of the 

reacted PS-TMI-MAMA (a) and he dispersed phase domain size (b) as a function of 

time using PS-TMI-MAMA1 and PS-TMI-MAMA3 as the reactive 

compatibilizer-tracer for the PS/PA6 (80/20) blend. It can be seen that the contents of 

the reacted PS-TMI-MAMA are almost the same for both reactive 
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compatibilizer-tracer. Moreover, the evolution of the dispersed phase domain size is 

almost the same. These results indicate that when the TMI density is fixed, the molar 

mass of PS-TMI-MAMA has no influence on the dispersed phase domain size within 

the molar mass range studied. In other words, it is the PA6 graft density and not the 

molar mass that dictates the sharp increase in the dispersed phase domain size during 

the latter period of mixing.  
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Figure 3.18 Evolution of the content of the reacted PS-TMI-MAMA (a) and the dispersed phase 

domain size (b) as a function of time using PS-TMI-MAMA1 and PS-TMI-MAMA3 as the 

reactive compatibilizer-tracers for the PS/PA6 (80/20) blend. These two reactive 

compatibilizer-tracers have the same TMI density but different molar masses. 

 

3.3.5 Mechanism analysis of the sharp increase in the dispersed phase domain 

size during the latter period of mixing 

Let us consider the evolution of the interfacial coverage of the copolymer � 

during the reactive blending. � is defined as the number of copolymer chain per 

interfacial area and can be estimated by  

                           � = �� ����6 �6���6        (3-2) 

where wcr is the percentage of the reacted PS-TMI-MAMA, Na is Avogardro‟s number, 

ρPA6 is the density of PA6 (1.14g/cm
3
), dv is the volume average dispersed phase 

domain size and Mn is the number average molar mass of the compatibilizer. The 

maximum interfacial coverage, ∑max can be estimated by assuming a dense monolayer 
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of copolymers at the interface. Russell et al
[151]

 came up with the following empirical 

equation for a block copolymer  

                           � � = . − . 9       (3-3)  

N is the polymerization degree. However, this equation is not applicable for the graft 

copolymer. Kim et al 
39

 found that a PS-g-PI graft copolymer has an interfacial area 

about 1.7 times that of a block analogue. Hence the maximum interfacial coverage of 

PS-g-PA6-MAMA could be calculated based on the equation: Σ � = . − . 9/. . 

Figure 3.19 shows the dispersed phase domain size as a function of ∑/∑max for 

the PS/PA6/PS-TMI-MAMA blend with two compositions. For both compositions, 

the dispersed phase domain size is very small when ∑/∑max is below 0.6. It seems to 

decrease with increasing ∑/∑max till the latter is about 0.6. Nevertheless, this trend is 

not obvious, due to the narrow range of the data points. When ∑/∑max is above 0.6 or 

so, the dispersed phase domain size starts to increase with increasing ∑/∑max and this 

trend continues even when ∑/∑max exceeds 1. A value of ∑/∑max higher than 1 

indicates that the amount of the copolymer is in excess compared with what is 

necessary to saturate the interfaces with a monolayer of the copolymer. The 

copolymer in excess is expected to form micelles. This is shown by the images of the 

confocal spectroscopy of the PS/PA6/PS-TMI-MAMA (80/20/3) blend after 2 min 

(Figure 3.20a) and 10 min of continuous mixing (Figure 3.20b). It is seen that there 

are much more micelles (corresponding to turquoise dots) in the blend with 10 min of 

mixing than in the one with 2 min of mixing. This supports the above statement that 

the pull out of the in-situ formed PS-g-PA6-MAMA graft copolymer from the 

interfaces is responsible for the loss of its compatibilizing efficiency.  
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Figure 3.19 Diameter of the dispersed phase domains as a function of the relative interfacial 

coverage of the copolymer Σ/Σ �  for PS/PA6/PS-TMI-MAMA1 reactive blends. 
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c  

Figure 3.20 Images of the confocal spectroscopy of the PS/PA6/PS-TMI-MAMA1 (80/20/3) blend 

after 2 min (a) and 10 min of continuous mixing (b). (c) Confocal spectroscopy image of the 

PS/PS-TMI-MAMA1 (80/3) control system after 10 min of continuous mixing. Turquoise dots 

correspond to the PS-g-PA6-MAMA graft copolymer micelles whose dn and dv are about 200 and 

300 nm, respectively.  

 

Therefore the mechanism of the sharp increase in the dispersed phase domain size 

of the PS/PA6/PS-TMI-MAMA (80/20/1.5) after a certain time of mixing could be 

depicted in Figure 3.21. At the beginning of the reactive blending process, one PA6 

chain is attached to the PS-TMI-MAMA (Figure 3.21a), forming a Y-shape copolymer 

at the interface. As the interfacial reaction proceeds further, more PA6 grafts may be 

attached to the PS-TMI-MAMA backbone and the resulting graft copolymer may 

become comb-like (Figure 3.21b). Once it is highly asymmetrical (for example, the 

number of PA6 grafts is high enough), it may become less attracted to the interface, 

causing its detachment from interfaces and forming micelles in one of the polymer 

component phases (Figure 3.21c). Mixing aggravates this detachment by literally 

pulling the copolymer off the interfaces.
152

 Once the copolymer is no longer located at 

the interfaces, it losses completely its compatibilzing efficiency (Figure 3.21d). 
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Figure 3.21 A sketch of the morphology evolution of the PS/PA6/PS-TMI-MAMA (80/20/1.5) 

system. (a) Y-shape copolymer, (b) comb-like copolymer, (c) pull-out of the copolymer from the 

interface (d) formation of micelles and coalescence of the dispersed phase domains due to the 

copolymer pull-out from the interface. 

 

3.4 Conclusion  

This chapter has reported on the design and synthesis of a graft reactive 

compatibilizer-tracer PS-TMI-MAMA and a block reactive compatibilizer-tracer. 

Both act as reactive compatibilizers and tracers. On the one hand, the NCO group of 

PS-TMI-MAMA and anhydride group of Anhy-PS-Anth could react with the terminal 

amine group of the PA6 to in-situ form a graft copolymer PS-g-PA6-MAMA and a 

block copolymer PS-b-PA6-MAMA which act as compatibilizers to prevent the 

dispersed phase domains from coalescence. On the other hand, the anthracene group 

of PS-TMI-MAMA and Anhy-PS-Anth is sensitive to fluorescent emission that the 

concentrations of the in-situ formed graft and block copolymers can be measured by 

SEC with a UV detector. 

In the short blending time (<4 min), the content of the reacted PS-TMI-MAMA1 

and Anhy-PS-Anth is almost the same and the dispersed phase domain size of 

PS-TMI-MAMA1 blend system is smaller than that of Anhy-PS-Anth, indicating that 

the compatibilizing efficiency of PS-TMI-MAMA1 is higher than Anhy-PS-Anth. In 
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the later period of mixing, the dispersed phase domain size of the Anhy-PS-Anth 

blend system remains unchanged with mixing time. However, the dispersed phase 

domain size of PS-TMI-MAMA1 system increases sharply and almost reaches that of 

the blend without compatibilizer. This is because the number of PA6 grafts of 

PS-g-PA6-MAMA increases during the later period of mixing. PS-g-PA6-MAMA 

with a larger number of PA6 grafts could be pulled out of the interface to the PA6 

phase, leading to a sharp increase in the dispersed phase domain size. This 

phenomenon is related to the PA6 graft density of PS-g-PA6-MAMA. The PA6 graft 

density of PS-g-PA6-MAMA increases with increasing TMI density of 

PS-TMI-MAMA. PS-g-PA6-MAMA with a larger PA6 graft density is more unstable 

at the interface and is easier to be pulled out of the interface, resulting in a more 

severe increase in the dispersed phase domain size.   
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Chapter 4 Effects of mixing and blend composition on 
reactive polymer blending processes 

4.1 Introduction 

Mixing and blend composition may have effects on the interfacial reaction and 

morphology of reactive polymer blends. Generally speaking, increasing mixing 

intensity improves the interfacial reaction and the dispersion of the dispersed phase 

domains in the matrix, leading to a decrease in the dispersed phase domain size. When 

the dispersed phase and matrix are inversed, the viscosity ratio changes and the 

morphology will be different. According to Chapter 3, in the case of the 

PS/PA6/PS-TMI-MAMA1 (80/20/1.5) blend system, the in-situ formed graft 

copolymer PS-g-PA6-MAMA could be pulled out of the interface to the PA6 phase in 

the later period of mixing, resulting in a sharp increase in the dispersed phase domain 

size. This chapter reports on the effects of mixing and blend composition on the 

interfacial reaction kinetics and morphology development of PS/PA6/ 

PS-TMI-MAMA1 blending systems. 

4.2 Experimental 

4.2.1 Material 

The characteristics of PS and PA6 are shown in Table 3.2. The number-average 

molar mass of PS-TMI-MAMA1 is 37.8 kg/mol, the TMI content is 7.1 wt% and the 

MAMA content is 0.5 wt%. 

4.2.2 Polymer blending process 

PS, PA6 and PS-TMI-MAMA1 were charged into the Brabender mixer. The 

PS-TMI-MAMA1 content in the blends was always 1.5 wt% of the total mass of the 

PS and PA6. The mixing mode could be either continuous or stepwise mixing, as 

described in 3.2.4. 
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4.2.3 Rheological measurement 

The rheological behaviors of PS and PA6 were measured by a parallel plate 

rheometer (HAAKE RS6000，German). Before measurement, the sample was mold to 

the disks of 20 mm in diameter and about 1 mm in thickness. A dynamic mode was 

used to measure the complex viscosity as a function of frequency. The strain 

amplitude was set 10%, which is in the range of the linear viscoelastic shear 

oscillation. The test was performed within the frequency range from 0.01-100 Hz. 

4.2.4 SEM 

SEM (ZEISS ULTRA55) was used to measure the morphology of the polymer 

blend. For PS/PA6 (80/20) blend, the measurement method is expressed in 3.2.8. For 

PS/PA6 (20/80) blend, the samples were first fractured in liquid nitrogen. The 

fractured surfaces were then immersed in THF to remove the dispersed phase PS at 

room temperature for 12 h. They were dried for 12 h in the vacuum oven at 80 ºC and 

then gold sputtered for measurement. 

4.2.5 Transmission Electron Microscope (TEM) 

The morphology PS/PA6/PS-TMI-MAMA can also be characterized by 

transmission electron microscopy (TEM) of type JEOL JEM1230. Prior to the TEM 

analysis, specimens were stained in the following manner. They were microtomed 

into films of less than 100 nm thick. They were then placed on a drop of 2% 

phosphotungstic acid solution for 30 min at 50 °C using a specimen grid. Thereafter 

they were rinsed three times with distilled water. 

4.3 Result and discussion 

4.3.1 Effect of mixing speed 

At first, the mixing speed was set at 100 rpm for 2 min and was changed to 50 

rpm, 100 rpm and 150 rpm subsequently for several minutes. Figure 4.1(a) compares 

the evolution of the content of the reacted PS-TMI-MAMA for 

PS/PA6/PS-TMI-MAMA1 (80/20/1.5) blend system as a function of mixing time at 
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different mixing speed. It can be seen that the content of the reacted PS-TMI-MAMA 

increases with increasing mixing time and mixing speed, indicating that a higher 

mixing speed improved the interfacial reaction between PS-TMI-MAMA and PA6. 

On the other hand, the evolution of the dispersed phase domain size as a function of 

time at different mixing speeds is shown in Figure 4.1b. In the case of 50 rpm, the 

dispersed phase domain size starts to increase after 4 min of mixing and it is increased 

from 0.5 to 2.8 μm between 4 and 10 min. In the case of 100 rpm, the dispersed phase 

domain size increases sharply from 0.7 to 2.7 μm between 4 and 5 min. In the case of 

150 rpm, the dispersed phase domain size increases sharply from 0.5 to 2.9 μm 

between 2 and 4 min. This indicates that a higher mixing speed advances the time at 

which the dispersed phase domain size starts increasing. 
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Figure 4.1 Effects of mixing speed on the evolution of the content of the reacted 

PS-TMI-MAMA (a) and dispersed phase domain size (b). 
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Mixing has a dual effect on the PS/PA6/PS-TMI-MAMA1 (80/20/1.5) blend 

system. Increasing mixing speed could promote the interfacial reaction between NCO 

groups of PS-TMI-MAMA and the terminal amine group of PA6 and that between the 

NCO groups of the PS-g-PA6-MAMA and the terminal amine group of PA6, on the 

one hand, and could aggravate the pull out of the PS-g-PA6-MAMA from the 

interfaces, on the other hand. A further reaction of the NCO groups of the 

PS-g-PA6-MAMA with the terminal amine group of PA6 increases the PA6 graft 

density of the PS-g-PA6-MAMA and consequently its thermodynamic instability at 

the interfaces. A thermodynamically less stable PS-g-PA6-MAMA at the interfaces 

together with a stronger mixing as a result of an increase in mixing speed shortens the 

time at which the dispersed phase domain size starts to increase, as shown in Figure 

4.1b. The question is which of these two factors is dominating. To answer this 

question, the reactive polymer blend is processed by stepwise mixing. 

4.3.2 Effect of annealing time 

The stepwise mixing procedure is the following: after 2 min of mixing at 100 

rpm, the rotors stopped rotating, and the blending system was annealed under the 

quiescent condition for a given period of time and then the mixing was resumed at 

100 rpm.  

Figure 4.2a is the evolution of the content of the reacted PS-TMI-MAMA as a 

function of time. It can be seen that the content of the reacted PS-TMI-MAMA 

remains almost the same during the annealing, indicating that no additional 

PS-TMI-MAMA has participated in the interfacial reaction. On the other hand, the 

evolution of the dispersed phase domain size as a function of time is shown in Figure 

4.2b. It can be seen that after a short annealing time (1 min and 3 min) and 1 min of 

remixing, the dispersed phase domain size increases slightly from 0.5 to 0.6 μm which 

is close to that after 3 min of continuous mixing. After 5 min of annealing and 1 min 

of remixing, the dispersed phase domain size increases more seriously from 0.5 to 1.0 

μm. After 8 min of annealing and 1 min of remixing, the dispersed phase domain size 
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increases sharply from 0.5 to 2.6 μm. This implies that when the whole mixing time is 

set at 3 min, the degree of increase in the dispersed phase domain size increases with 

longer annealing time. After 3 min of remixing, the dispersed phase domain size is 

almost the same regardless of the annealing time. 

Even though no additional PS-TMI-MAMA participates in the interfacial 

reaction during the annealing, the NCO groups of the PS-g-PA6-MAMA could 

continue to react with the PA6 at the interfaces, which increases the number of PA6 

grafts per PS-g-PA6-MAMA. The PS-g-PA6-MAMA with a higher number of PA6 

grafts is dynamically more unstable at the interface and could be more prone to be 

pulled out of the interface when mixing is resumed. Therefore, it is the content of the 

reacted NCO group of the PS-g-PA6-MAMA which amounts to the number of the 

PA6 grafts per PS-g-PA6-MAMA and not the content of the reacted PS-TMI-MAMA 

that controls the sharp increase in the dispersed phase domain size. It is in agreement 

with the results reported in Chapter 3.   
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Figure 4.2 Effect of annealing time on the evolution of the content of the reacted 

PS-TMI-MAMA (a) and dispersed phase domain size (b). 

4.3.3 Effect of blend composition 

4.3.3.1 Rheological results 

The complex viscosity of the PS and PA6 as a function of frequency is shown in 

Figure 4.3. The complex viscosity of the PA6 is lower than that of the PS in the whole 

frequency range.  
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Figure 4.3 Complex viscosity vs frequency of PS and PA6 at 230
o
C. 

 

4.3.3.2 Evolution of the morphology of the PS/PA6/PS-TMI-MAMA1 80/20/1.5  

and 20/80/1.5 blends 

In the case of the PS/PA6/PS-TMI-MAMA1 (80/20/1.5) blend system, the PS is 

the matrix and the PA6 is the dispersed phase. It is shown that PS-TMI-MAMA1 has 

high compatibilizing efficiency at the very beginning of mixing and loses its 
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efficiency in the later period of mixing. If the PS is the dispersed phase and PA6 is 

matrix, will the dispersed phase domain size still increase in the later period of 

mixing? 

The dispersed phase domain size as a function of time for the 

PS/PA6/PS-TMI-MAMA1 (80/20/1.5) and PS/PA6/PS-TMI-MAMA1 (20/80/1.5) 

reactive blends is shown in Figure 4.4 and Table 4.1. For the polymer blend without 

compatibilizer, the dispersed phase domain size of the PS/PA6 (20/80) is larger than 

that of the PS/PA6 (80/20). As shown in Figure 4.3, the viscosity of the PA6 is larger 

than the PS. The dispersed phase domain size decreases with increasing viscosity of 

the matrix. Therefore the dispersed phase domain size of the PS/PA6 (20/80) is larger 

than that of the PS/PA6 (20/80). In the case of PS/PA6/PS-TMI-MAMA1 (20/80/1.5), 

the dispersed phase domain diameter reaches 1.7 μm after 2 min of mixing, which is 

much smaller than that of the blend without compatibilizer. It reaches a minimum of 

1.2 μm after 4 min of mixing, which is much larger than that of the 

PS/PA6/PS-TMI-MAMA1 (80/20/1.5) system. This indicates that in the initial period 

of mixing, the compatibilizing efficiency of PS-TMI-MAMA1 is higher for the 

PS/PA6 (80/20) system than that for the PS/PA6 (20/80) system.  

After 4 min of mixing, the dispersed phase domain size of the 

PS/PA6/PS-TMI-MAMA1 (20/80/1.5) blend remains unchanged with a further 

increase in mixing time. This trend is very different from that of the 

PS/PA6/PS-TMI-MAMA1 (80/20/1.5) system. This difference may be related to the 

location of the PS-g-PA6-MAMA micelles. As mentioned before, the in-situ formed 

PS-g-PA6-MAMA graft copolymer could be pulled out from the interface to the PA6 

phase in the later period of mixing. For the PS/PA6/PS-TMI-MAMA1(20/80/1.5) 

system, the PA6 phase is not the dispersed phase but the matrix. The 

PS-g-PA6-MAMA micelles in the PA6 matrix could prevent the PS dispersed phase 

domains from coalescence. In other words, micelles play a role in compatibilizing the 

blend.  

Figure 4.5 shows the TEM micrographs of the PS/PA6/PS-TMI-MAMA1 

(80/20/1.5) and PS/PA6/PS-TMI-MAMA1 (20/80/1.5) blends. There are particles of 
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nanometers in size in the PS/PA6/PS-TMI-MAMA1 (20/80/1.5) blend. They should 

be the PS-g-PA6-MAMA micelles in the PA6 matrix (Figure 4.5 A and 4.5 B), 

indicating that the in-situ formed PS-g-PA6-MAMA was pulled out of the interface to 

the PA6 matrix. Theses micelles may hinder the dispersed phase droplets from 

contacting each other and consequently from coalescing, which is in agreement with 

the hypothesis of pull out of the in-situ formed copolymer discussed earlier. Besides, 

Figure 4.5 C and 4.5 D show that there are no micelles in the PS matrix of the 

PS/PA6/PS-TMI-MAMA1 (80/20/1.5) blend, further confirming that micelles are 

located in the PA6 phase. It is not possible to observe micelles in the PA6 phase from 

Figure 4.5 C and 4.5 D. This is because both the PA6 and the PA6 grafts of the 

PS-g-PA6-MAMA are stained. PS-g-PA6-MAMA micelles could not be distinguished 

from the PA6 phase. 
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Figure 4.4 Evolution of the dispersed phase domain size as a function of time under the 

continuous mixing for the PS/PA6/PS-TMI-MAMA1 (80/20/1.5) and PS/PA6/PS-TMI-MAMA1 

(20/80/1.5) reactive blend.  

 

Table 4.1 Dispersed phase domain size of the PS/PA6/PS-TMI-MAMA1 blends. 

 Mixing Time (min) �6 (μm)  (μm) 

Without 

compatibilizer 

6 3.5 4.5 

10 3.4 4.1 

PS-TMI-MAMA 

2 0.45 1.7 

4 0.69 1.2 

10 3.1 1.3 
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Figure 4.5 TEM micrographs of the PS/PA6/PS-TMI-MAMA1 (20/80/1.5) blend: (A) 2min; (B): 

10min; TEM micrographs of the PS/PA6/PS-TMI-MAMA1 (80/20/1.5) blend: (C): 2min; (D): 10 

min. 

 

In order to confirm the role of the PS-g-PA6-MAMA micelles, the PA6 and 

PS-TMI-MAMA1 were mixed in the Brabender mixer for 10 min at 100 rpm and 

230
o
C. During the 10 min of mixing, the PA6 had enough time to react with the 

PS-TMI-MAMA to form PS-g-PA6-MAMA copolymer micelles dispersed in the PA6 

phase. This mixture is denoted as A. Then A was mixed with the PS  (PS/A = 

80/21.5) and PS/PA6 (PS/PA/A = 20/60/21.5) in the Brabender mixer for given time 

intervals. The composition of the PS/A (80/21.5) is the same as that of the 

PS/PA6/PS-TMI-MAMA (80/20/1.5) and that of the PS/PA6/A (20/60/21.5) is the 

same as that of the PS/PA6/PS-TMI-MAMA (20/80/1.5).  

Figure 4.6 shows the evolution of the dispersed phase domain size of the PS/A 

(80/21.5) and PS/PA6/A (20/60/21.5) systems as a function of mixing time. The 

dispersed phase domain size of the PS/A (80/21.5) system is close to that of the 

PS/PA6 (80/20) system without compatibilizer. Because PS-g-PA6-MAMA 

copolymer micelles are in the PA6 dispersed phase, they do not have any 

compatibilizing efficiency. However, the dispersed phase domain size of the in terms 

of PS/PA6/A (20/60/21.5) system is 2 μm after 10 min, which is much smaller than 

that of the PS/PA6 (20/80) system without compatibilizer. This indicates that the 
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PS-g-PA6-MAMA micelles in the PA6 matrix hinder PS dispersed phase domains 

from coalescing.  

0 2 4 6 8 10 12
0

2

4

6

8

 

 

 PS/PA6 (80/20) 

 PS/A(80/21.5) 

 PS/PA6 (20/80) 

 PS/PA6/A(20/60/21.5) 

d
v
(

m
)

Time (min)  

Figure 4.6 Evolution of the dispersed phase domain size of the PS/A (80/21.5) and PS/PA6/A 

(20/60/21.5) systems as a function of mixing time. “A” stands for the PS-TMI-MAMA/PA6 

(7.5/100) blend obtained after 10 min of mixing. 

 

Figure 4.7 depicts the morphology development of the 

PS/PA6/PS-TMI-MAMA1 (20/80/1.5) reactive blend during melt blending. In the 

initial period of mixing, PS-TMI-MAMA migrates to the PS/PA6 interface and reacts 

with the PA6 to form an inversed Y-shaped PS-g-PA6-MAMA graft copolymer to 

hinder the dispersed phase domains from coalescing and reduce their size. As mixing 

proceeds, the remaining NCO groups of the inversed Y-shaped PS-g-PA6-MAMA 

graft copolymer would continue to react with the PA6 to form an inversed 

comb-shaped graft copolymer. The latter is thermodynamically unstable at the 

interface and would be prone to pull out of the interface to form micelles in the matrix.  

Theses micelles may hinder the dispersed phase domains from contacting each other 

and coalescing. Therefore, compared to the PS/PA6/PS-TMI-MAMA1 (80/20/1.5) 

blend, the dispersed phase domain size of the PS/PA6/PS-TMI-MAMA1 (20/80/1.5) 

blend would not increase in the later period of mixing. 
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Figure 4.7 Morphology development of the PS/PA6/PS-TMI-MAMA (20/80/1.5) reactive blend 

during melt blending. 

 

4.4 Conclusion 

This chapter mainly investigates the effects of mixing and blend composition on 

the reactive polymer blending in a batch mixer. 

Mixing has a dual effect on the PS/PA6/PS-TMI-MAMA1 (80/20/1.5) blend 

system. On the one hand, increasing mixing speed could improve the interfacial 

reaction between the PS-TMI-MAMA and PA6. On the other hand, it promotes the 

reaction between the NCO groups of the PS-g-PA6-MAMA and PA6, leading to an 

increase in the number of PA6 grafts per PS-g-PA6-MAMA, and mechanically 

aggravates the pull out of the PS-g-PA6-MAMA from the interface. The last two 

phenomena shorten the time at which the dispersed phase domain size starts to 

increase when increasing mixing speed.  

Even though no additional PS-TMI-MAMA participates in the interfacial 

reaction during annealing, NCO groups of the PS-g-PA6-MAMA could continue to 

react with the PA6, increasing the number of PA6 grafts of the PS-g-PA6-MAMA and 

reducing its thermodynamic stability at the PS/PA6 interfaces. As a result, 

PS-g-PA6-MAMA would be more easily to be pulled out of the interfaces when 
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mixing is resumed.  

The compatibilizing efficiency of PS-TMI-MAMA1 depends on the composition 

of the PS/PA6 blend. In the initial period of mixing, the compatibilizing efficiency of 

PS-TMI-MAMA1 is higher for the PS/PA6 (80/20) blend than for the PS/PA6 (20/80) 

blend. In the later period of mixing, its compatibilizing efficiency is lost for the 

PS/PA6 (80/20) blend and remains high for the PS/PA6 (20/80) blend. For both blends, 

when PS-g-PA6-MAMA is pulled out of the interface, it forms micelles in the PA6 

phase. When the PA6 phase is the matrix, the micelles there play a role of 

compatibilization by hindering the PS dispersed phase domains from coalescing. 
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Chapter 5 Development of a reactive compatibilizer-tracer 
for studying reactive polymer blends in a twin-screw 

extruder 

5.1 Introduction 

A so-called emulsification curve, which essentially follows the evolution of the 

dispersed phase domain size of a (reactive) polymer blend as a function of a (reactive) 

compatibilizer concentration, is successfully used to evaluate the interfacial behavior 

and efficiency of the (reactive) compatibilizer.
2-8

 When a batch mixer is used, the 

emulsification curve can be built up in the following manner. Given compositions of 

the polymer components of the blend as well as the (reactive) compatibilizer are 

charged to the mixer. After a certain elapse of time (usually 5 to 10 min), the process 

reaches a steady state and samples are taken from the mixer. The size of the dispersed 

phase domains of the blend is measured. This makes up a point on the emulsification 

curve. The above process is repeated upon varying the (reactive) compatibilizer 

concentration. An emulsification curve is then build-up for the said composition of the 

blend. In the case of a screw extruder, the so-called steady-state experiments can also 

be carried out. They are similar to those in a batch mixer. Given compositions of the 

polymer components of the blend as well as the (reactive) compatibilizer are charged 

to the hopper of the extruder. After a certain elapse of time (usually more than 10 

times the average residence time), the process reaches a steady state and samples are 

taken from the die exit for measurement.  

Studies reported in the literature concerning emulsification curves often use batch 

mixers and not screw extruders. The main reason is that batch mixers are often more 

accessible in a laboratory than twin-screw extruders and that they are much easier to 

operate too. More importantly, the amount of the (reactive) compatibilizer required 

for building up an emulsification curve in a batch mixer is often much smaller than in 

a twin-screw extruder. This is especially true for a pilot or industrial-scale screw 

extruder of which the production rate can reach from a few dozens of kilograms per 
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hour to a few tones per hour. In such a case, the amount of the (reactive) 

compatibilizer required may be too large to build up an emulsification curve.  

This work aims at developing a so-called reactive compatibilizer-tracer concept 

for polymer blending processes in order that a very small amount of a reactive 

compatibilizer still allows building up an emulsification curve in a pilot or 

industrial-scale screw extruder. The idea is based on transient experiments for 

measuring residence time distributions.
8-12

 Unlike a steady-state experiment in which 

given compositions of the polymer components of the blend and the reactive 

compatibilizer are charged to the hopper of the extruder altogether, in a transient 

experiment the polymer components are first fed to the hopper of the extruder. When 

the process reaches its steady state, a given and small amount of the copolymer is 

introduced to the hopper of the extruder as a pulse. Samples are taken at the die exit as 

a function of time. Both the evolution of the reactive compatibilizer concentration 

(RCC) and that of the morphology as a function of time can be obtained. The former 

provides the reactive compatibilizer concentration distribution (RCCD) and the latter 

the dispersed phase domain diameter distribution (DDD) for dispersed type polymer 

blends. From both distributions, the emulsification curve should easily be deduced.  

The usefulness of the reactive compatibilizer-tracer concept for building 

emulsification curves under real reactive polymer blending conditions and with a 

small amount of reactive compatibilizer-tracer is shown using 

PS/PA6/PS-TMI-MAMA reactive blends.  

5.1 Experimental 

5.2.1 Material 

The characteristics of the PS and PA6 are shown in Table 3.2. The 

number-average molar mass, TMI content and MAMA content of PS-TMI-MAMA 

were 38.9 kg/mol, 5.1 wt% and 0.5 wt%, respectively. 
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5.2.2 In-line fluorescence measuring device  

An in-line fluorescence measuring device was developed to detect the 

concentration of reactive compatibilizer-tracer. As shown in Figure 5.1, it was mainly 

composed of the following three parts: fluorescent light generation, in-line fluorescent 

light detection device, and signal processing. The source of the fluorescent light was 

ultraviolet high-pressure mercury lamp (125w) and was divided into two beams. Each 

of them successively passed through its own coupler and bifurcated optical fiber 

before it irradiated the anthracene tracer containing polymer flow stream in a screw 

extruder. The light with a specific wavelength emitted from the provocative tracer was 

subsequently transmitted to a fluorescent detector (a photomultiplier) through the 

bifurcated optical fiber probe and was then amplified through an amplifier. Finally, 

the amplified optical signals coming from the two fluorescent detectors reached the 

signal processing unit. The latter converted them to two analogs. They were then 

collected by a computer system and were displayed in real time on the screen.  

 

Figure 5.1 Diagram of the in-line fluorescent measuring system. 

 

Figure 5.2 shows a picture and schematic diagram of optical probe. The front end 

of probe was a quartz window which could withstand high-temperature and 

high-pressure. The light filter was to let the monochromatic light (420 nm fluorescent 

light) through and excluded the unnecessary part of light. The sensitivity of the device 

could be regulated to adapt to different tracers. The signal was collected every second. 
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Figure 5.2 A picture and schematic diagram of optical probe. 

 

The die exit was designed to allow installing the probe and allow the probe to 

detect the fluorescent signal. The die exit was a cuboid and there was a hole in the 

side. The probe was installed in the hole to allow touching the polymer material. 

When the reactive compatibilizer-tracer was extruded from the die exit, the in-line 

measurement could detect the fluorescent signal. The residence time distribution 

between the tracer port and the die exit could be obtained. 

5.2.3 In-line measurement processing 

An intermeshing co-rotating twin-screw extruder of type TSE-35A (Nanjing 

Ruiya twin-screw extruder cooperation) was used to carry out polymer blending 

processes. Its diameter and length-to-diameter ratio were 35 mm and 48, respectively. 

The screw elements in this study could be divided into transporting elements and 

kneading discs, as shown in Figure 5.3. The last part of the screw configuration was a 

kneading zone composed of 11 kneading blocks. Every kneading block was composed 

of 7 kneading discs of 32 mm in total length and the angle between two adjacent 

kneading discs was 30
o
, unless specified otherwise. 

The reactive compatibilizer-tracer was introduced as a pulse either at tracer port 

1 or tracer port 2. Tracer port 1 is near the die exit and tracer port 2 is far from the die 

exit.  
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Figure 5.3 Screw configuration of the twin-screw extruder. 

 

The barrel temperature and screw speed were set at 230 
o
C and 100 rpm, 

respectively. The feed rate of the PS/PA6 blend was 13 kg/h. Its composition was 

either 80/20 or 95/5 by mass. 

A typical blending process was carried out in the following manner: pellets of the 

PS and PA6 were charged to the TSE from the feeder. When the extrusion process 

reached a steady state, the reactive compatibilizer-tracer was introduced as a pulse 

either at port 1 or 2 in order to study the effect of the kneading zone length on the 

reactive blending process. Meanwhile, an in-line fluorescent device began to record 

the signal of its fluorescent emission at the die exit. Samples were taken from the die 

exit every 5 seconds and were quenched in liquid nitrogen to freeze-in interfacial 

reactions and morphologies for subsequent analyses. 

Based on the linear relationship between the reactive compatibilizer-tracer 

concentration and the analog fluorescent signal in voltage, the normalized reactive 

Compatibilizer-tracer Concentration Distribution (CCD) could be calculated 

according to the following expression: 

                      � = � �∑ � � �− �−�=       (5-1) 

where �� is the voltage at time ti (i = 1, 2, …, n). 

5.3 Result and discussion 

5.3.1 Establishment of in-line measurement 

When the reactive compatibilizer-tracer is introduced to the TSE at port 1 as a 

pulse (3.2 g), the fluorescent signal intensity as a function of residence time via in-line 

measuring device is shown in Figure 5.4. Because the reactive compatibilizer-tracer 
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concentration is linear to the analog fluorescent signal in voltage, the normalized 

reactive Compatibilizer-tracer Concentration Distribution (CCD) (Figure 5.5a) could 

be obtained based on the equation (5-1). Actually, the CCD is also its residence time 

distribution (RTD) in the TSE. During the experiment, the samples are taken from the 

die exit and measured by SEM to obtain the dispersed phased domain size. The 

corresponding dispersed phase (PA6) Domain Diameter Distribution (DDD) is shown 

in Figure 5.5b. The DDD curves match the CCD ones in the sense that the higher the 

reactive compatibilizer-tracer concentration, the smaller the diameter of the dispersed 

PA6 domains. The content of reacted PS-TMI-MAMA could be measured based on 

the method explained in Chapter 3, The Reacted reactive Compatibilizer-tracer 

(PS-TMI-MAMA) Content Distribution (RCCD) could be obtained, as shown in 

Figure 5.5c. It follows more or less the trends of the CCD and DDD curves. When the 

reactive compatibilizer-tracer concentration increases, the content of the reacted 

PS-TMI-MAMA increases and then the dispersed phase domain size decreases. 
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Figure 5.4 The fluorescent signal intensity as a function of residence time. 
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Figure 5.5 CCD (a), DDD (b) and RCCD (c) of the PS/PA6 (80/20) blend in the TSE with 

PS-TMI-MAMA as a reactive compatibilizer-tracer which is injected at port 1. Feed rate: 13 kg/h; 

screw speed: 100 rpm.  

 

The CCD and DDD curves of Figure 5.5 can be converted to a so-called 

emulsification curve, namely, the evolution of the dispersed domain size as a function 

of the reactive compatibilizer-tracer content. As it is well known, the typical 

emulsification curve should follow the trend that the dispersed phase domain size 

decrease and then level off with the compatibilizer concentration. However, as shown 

in Figure 5.6, it is a loop instead of a single curve. It is obtained in the following 

manner. The CCD curve is divided into a short time domain and a long time domain 

which are demarcated by its maximum which physically corresponds to the highest 

reactive compatibilizer-tracer concentration. As a result, the evolution of the dispersed 

phase domain size as a function of the reacted reactive compatibilizer concentration in 

the short time domain yields the upper part of the loop and that in the long time 

domain corresponds to its lower part. This indicates that under the specified 

conditions, the compatibilizing efficiency of the reactive compatibilizer-tracer is more 

efficient in the long time domain than in the short time domain.  

One may expect that compared to the short time domain, reactive 
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compatibilizer-tracer molecules in the long time domain spend a longer residence time 

in the TSE from port 1 to the die exit and thus may react more with the PA6, resulting 

in a higher reacted reactive compatibilizer-tracer content or a higher amount of the 

in-situ formed PS-g-PA6-MAMA graft copolymer. If it is true, the reactive 

compatibilizer-tracer molecules in the long time domain are expected to be more 

compatibilization efficient than those in the short time domain. This is confirmed by 

Figure 5.7 which plots the reacted reactive compatibilizer-tracer content (RCC) as a 

function of the reactive compatibilizer-tracer content (CC) (data from Figure 5.5). The 

RCC in the long time domain is indeed higher than that in the short time domain. As 

for dv as a function of CC, a loop is also obtained the RCC as a function of CC. 

According to the results of PS/PA6/PS-TMI-MAMA (80/20/1.5) blend in 

Chapter 3 and Chapter 4, the in-situ formed graft copolymer PS-g-PA6-MAMA could 

be pulled out of the interface during the latter period of mixing in the batch mixer, 

leading to the sharp increase in the dispersed phase domain size. It can be seen from 

Figure 5.5a that the residence time of the reactive compatibilizer-tracer in the TSE is 

very short about 1.5 min (throughput: 13 kg/h; screw speed: 100 rpm; tracer port:1). 

Besides, in the earlier stage the reaction between PS-TMI-MAMA and PA6 is very 

fast and the graft copolymer PS-g-PA6-MAMA is formed at the interface. However, 

the reaction between the NCO group of PS-g-PA6-MAMA and PA6 would become 

slower because of the steric effect. Therefore, the graft copolymer could be stable at 

the interface even in the long time domain in TSE and the dispersed phase domain 

size will not increase. TSE provides a tool to investigate the evolution of interfacial 

reaction and morphology of the reactive polymer blending in the short time. 

Figure 5.8 shows the effective emulsification curve of the PS/PA6 (80/20) blend, 

namely, the dispersed phase domain size as a function of the RCC. It is seen that the 

curves corresponding to the short and long time domains superimpose now. This 

implies that under the specified conditions, it is the reacted PS-TMI-MAMA content 

in the blend and not the PS-TMI-MAMA content that dictates the dispersed domain 

size.  
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Figure 5.6 Emulsification curve of the PS/PA6 (80/20) blend using PS-TMI-MAMA as the 

reactive compatibilizer-tracer (data from Figure 5.5). 
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Figure 5.7 RCC-CC: reacted reactive compatibilizer-tracer content as a function of the reactive 

compatibilizer-tracer content in the PS/PA6 (80/20) blend (data from Figure 5.5). 
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Figure 5.8 Effective emulsification curve of the PS/PA6 (80/20) blend using PS-TMI-MAMA as 

the reactive compatibilizer-tracer (data from Figure 5.5). 
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The above results show that the use of PS-TMI-MAMA as a reactive 

compatibilizer-tracer together with transit experiments allows evaluating its 

compatibilizing efficiency on a large TSE with small amounts of reactive 

compatibilizer-tracer. It also provides information on the CCD, DDD, RCCD, 

emulsification curve, RCC- CC curve, and effective emulsification curve. All these 

pieces of information are very useful for in-depth understanding and optimization of 

reactive polymer blending processes in screw extruders, especially industrial scale 

ones.  

5.3.2 Assessment of the concept of reactive compatibilizer-tracer - effect of 

tracer port 

The reactive compatibilizer-tracer (PS-TMI-MAMA) is injected as a pulse either 

at port 1 or 2. Figure 5.9 compares these two cases in terms of the CCD, DDD and 

RCCD for the PS/PA6 (80/20) blend. The CCD of the short time domain for port 1 

precedes that for port 2. This is expected as port 1 is closer to the die exit than port 2.。 
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Figure 5.9 Effect of the reactive compatibilizer-tracer location on the CCD (a), DDD (b) and 

RCCD (c) for the PS/PA6 (80/20) blend. Feed rate: 13 kg/h; screw speed: 100 rpm; amount of 

reactive compatibilizer-tracer: 3.2g.  
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Figure 5.10 shows their emulsification curves (a), RCC-CC curves (b), and 

effective emulsification curves (c). When the reactive compatibilizer-tracer is injected 

at port 2, the emulsification curves of the short and long time domains almost 

superimpose, indicating that the mixing performance the short time domain provides 

is similar to what the long time domain does. However, when it is injected at port 1, 

they do not superimpose anymore and the one of the short time domain is 

significantly above that of the long time domain, indicating that in the case of port 1, 

the time in the short time domain is not long enough to provide the reactive 

compatibilizer-tracer with sufficient mixing with the PS/PA6 blend. As a result, the 

reacted PS-TMI-MAMA content is expected to be lower too. This is indeed the case, 

as shown in Figure 5.10(b). In the case of port 1, the reacted PS-TMI-MAMA content 

in the short time domain is much lower than that in the long time domain. The above 

results are further corroborated by the effective emulsification curves shown in Figure 

5.10(c). It is seen that for both reactive compatibilizer-tracer injection ports, the short 

and long time domain data all superimpose on a single line within experimental errors. 

This indicates that in these cases, it is the reacted PS-TMI-MAMA content that 

dictates the state of the dispersion of the PA6 phase in the PS.  
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Figure 5.10 Effect of the feed location of the reactive compatibilizer-tracer on the emulsification 

curve (a), the RCC-CC curve (b) and the effective emulsification curve (c) of PS/PA6 (80/20) 

system. Feed rate: 13 kg/h; screw speed: 100 rpm; amount of tracer-compatibilizer: 3.2 g. 
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5.3.3 Effect of blend composition 

Figure 5.11 compares their emulsification curves (a1 & a2), the RCC-CC curves 

(b1 & b2), and the effective emulsification curves (c1 & c2). From the emulsification 

curves (Figure 5.11 a1 & a2), when there is no reactive compatibilizer-tracer, the 

dispersed phase domain size of the 95/5 is smaller than that of the 80/20, as expected. 

However, when the reactive compatibilizer-tracer is added, it may be larger than that 

of the 80/20 at the high reactive compatibilizer-tracer content. This is true for both 

blend compositions and both reactive compatiblizer-tracer injection locations, 

especially port 1. This is surprising at the first glance.  

During the reactive blending process, the reactive compatibilizer-tracer 

(PS-TMI-MAMA) molecules have to meet the PA6 molecules in order to react with 

each other. When the PA6 volume fraction in the PS/PA6 blend is very low, the 

probability of collisions between the reactive compatibilizer-tracer and the PA6 is low, 

resulting in a low reacted reactive compatibilizer-tracer concentration (or graft 

copolymer concentration). Therefore, the dispersed phase domain size of the PS/PA6 

(95/5) blend can be even larger than that of the PS/PA6 (80/20) blend. Figures 5.11 

(b1 & b2) show that the reacted PS-TMI-MAMA content of the 95/5 is indeed 

significantly lower than that of the 80/20. This validates the above hypothesis that the 

interfacial reaction between the reactive compatibilizer-tracer and PA6 in the 95/5 

proceeds more slowly than in the 80/20 because of the lower PA6 volume fraction. 

The effective emulsification curves (Figures 5.11 c1 & c2) show that as the 

reacted PS-TMI-MAMA content in the PS/PA6 blends increases, the difference in the 

dispersed phase domain size between the 95/5 and 80/20 narrows, indicating that for 

both reactive compatiblizer-tracer injection locations, the effect of the blend 

composition on the state of the dispersion of the dispersed phase decreases as the 

amount of the in-situ formed graft copolymer increases, due to reduced interfacial 

tension as well as reduced coalescence. 
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Figure 5.11 Effect of composition of the PS/PA6 blend on the emulsification curve (a), RCC-CC 

curve (b) and the effective emulsification curve. Feed rate: 13 kg/h; screw speed: 100 rpm. 

 

Figure 5.12 depicts a simplified scheme of the development of the interfacial 
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interaction and morphology of the PS/PA6 (80/20) and PS/PA6 (95/5) blends using a 

reactive-compatibilizer-tracer such as PS-TMI-MAMA. Statistically speaking, when 

the PA6 volume fraction is lower, the distance between the PA6 domains and the 

reactive compatibilizer-tracer is longer, requiring a longer mixing time (or a stronger 

mixing intensity) for them to collide and react with each other to form the graft 

copolymer. Therefore, it is possible that the PA6 domain size of the PS/PA6 blend 

containing a lower PA6 content be temporally even larger than that of the PS/PA6 

blend containing a large PA6 content. In other words, a polymer blend with a lower 

dispersed polymer content may require more mixing (a longer mixing time, a longer 

screw length and/or higher mixing intensity) than one with a higher dispersed polymer 

content. 

 

Figure 5.12 A simplified vision of the development of the interfacial interaction and morphology 

of the PS/PA6 (80/20) and PS/PA6 (95/5) using a reactive-compatibilizer-tracer PS-TMI-MAMA.  

 

The above scheme could help exploit further the data in Figure 5.11 in order to 

shade more light on processing parameters that dictate the relationship between 

mixing, interfacial reaction and morphology development in the reactive blending 

processes. For example, in the case of the PS/PA6 (80/20) blend, the area of the loop 

of dispersed phase domain size versus reactive compatibilizer-tracer content narrows 

considerably when the reactive compatibilizer-tracer injection location is shifted from 

port 1 to port 2 (Figure 5.11 a1 and a2). This narrowing results from the fact that 

when the reactive compatibilizer-tracer injection location is shifted from port 1 to port 

2, the dispersed phase domain size of the long time domain is not much affected by 
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the shift because in both cases the mixing time is long enough. However, that of the 

short domain is significantly decreased due to an increased mixing time in the short 

time domain. On the other hand, in the case of the PS/PA6 (95/5) blend the area of the 

loop of the dispersed phase domain size versus reactive compatibilizer-tracer content 

enlarges considerably when the reactive compatibilizer-tracer is shifted from port 1 to 

port 2 (Figure 5.11 a1 and a2). This is mainly because whatever the reactive 

compatibilizer-tracer injection location (port 2 or 1), when the PA6 content is low, the 

short time domain is too short for the reactive compatibilizer-tracer and the PA6 to 

have sufficient collisions to react with each other. The value of dispersed phase 

domain size remains large. However, the effect of the long time domain on the 

dispersed phase domain size becomes significant when the reactive 

compatibilizer-tracer injection location is shifted from port 1 to 2. 

5.4 Conclusion 

The use of small amounts of a reactive compatibilizer-tracer together with 

transient experiments is a new and powerful approach to studying reactive polymer 

blending processes in a twin-screw extruder. It allows one to assess the evolutions of 

the reactive compatibilizer-tracer content, the dispersed phase domain size and the 

amount of the in situ formed graft copolymer, respectively, as a function of the 

residence time in a twin-screw extruder. Based on that, the emulsification curve, the 

RCC-CC curve (the content of the in situ formed graft copolymer as a function of 

compatibilizer-tracer concentration) and effective emulsification curve (the dispersed 

phase domain size as a function of the content of the in situ formed graft copolymer) 

could also be obtained. These data are very precious and crucial for understanding and 

optimizing reactive polymer blending processes in terms of the molecular architecture 

of reactive compatibilizers, screw profile, and process conditions.  

For example, this approach helps one to understand that it is not necessarily 

easier to obtain a finer dispersion with a reactive polymer blend whose dispersed 

phase content is low as compared to one whose dispersed phase content is high. This 

is because when the dispersed phase content is low, the probability of collision 
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between the reactive compatibilizer and the dispersed phase is low, resulting in a low 

amount of the in situ formed graft copolymer.
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Chapter 6 Measurement of the compatibilizing efficiency of 
reactive comapatibilizers by a fluorescent tracing method 

6.1 Introduction 

Chapter 5 has used the reactive compatibilizer-tracer PS-TMI-MAMA together 

with RTD transient experiment to investigate the dynamic evolution of interfacial 

reaction and morphology of the reactive polymer blend in the TSE. As we known, the 

molecular architecture of the reactive compatibilizer-tracer has significant effect on 

the interfacial reaction and morphology of the reactive polymer blend which needs to 

be investigated. In chapter 3 the molecular architecture of reactive compatibilizer on 

the stability of the graft copolymer at interface for long time mixing has been 

investigated. However, the structure of reactive compatibilizer-tracer PS-TMI-MAMA 

on the compatibilizing efficiency in the short time remains unclear. This chapter 

mainly studies the molar mass, reactive group content and copolymer type on the 

compatibilizing efficiency in the TSE during short time mixing (<1.5 min) based on 

the reactive compatibilizer-tracer and RTD transient experiment 

6.2 Experimental 

6.2.1 Material 

The characteristics of PS and PA6 are shown in Table 3.2. Table 6.1 shows the 

characteristics of PS-TMI-MAMA with different molecular architecture. The molar 

mass of the block reactive compatibilizer-tracer Anhy-PS-Anth with a terminal 

anhydride group was 32.9 kg/mol.  
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Table 6.1 Characteristics of PS-TMI-MAMA. 

PS-TMI-MAMA 
Mn 

(kg/mol) 

TMI 

(wt%) 

MAMA 

(wt%) 

Number of TMI 

per chain 

Number of St 

between TMI 

PS-TMI-MAMA1 37.6 7.1 0.5 13.3 23.0 

PS-TMI-MAMA4 64.6 5.1 0.5 16.4 33.9 

PS-TMI-MAMA5 38.9 5.1 0.5 9.90 32.6 

PS-TMI-MAMA6 17.0 5.0 0.5 4.23 29.7 

PS-TMI-MAMA7 38.4 2.0 0.5 3.80 75.4 

 

6.3 Result and discussion 

6.3.1 Effect of molar mass 

The effect of the molar mass of the reactive compatibilizer-tracer on the RTD is 

shown in Figure 6.1. It can be seen that the RTD curves of PS-TMI-MAMA4, 

PS-TMI-MAMA5 and PS-TMI-MAMA6 almost superimpose, indicating that the 

molar mass of PS-TMI-MAMA has no effect on the RTD in the range of 17.0-64.6 

kg/mol. 
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Figure 6.1 Effect of the molar mass of the reactive compatibilizer-tracer on the RTD curve for the 

PS/PA6 (95/5) blend. Feed rate: 13 kg/h; screw speed: 100 rpm; amount of reactive 

compatibilizer-tracer: 3.2g; reactive compatibilizer-tracer injection location: port 2.  

 

The effect of molar mass of PS-TMI-MAMA on the emulsification curve (a), 

RCC-CC curve (b) and effective emulsification curve (c) is shown in Figure 6.2. The 
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emulsification curve of PS-TMI-MAMA4 with the largest molar mass (64.6 kg/mol) 

is at the top, indicating that the dispersed phase domain size of PS-TMI-MAMA4 is 

the largest. When the molar mass of PS-TMI-MAMA is decreased to 38.9 kg/mol, the 

emulsification curve of PS-TMI-MAMA5 moves down, indicating that the dispersed 

phase domain size decreases significantly. When the molar mass is further decreased 

to 17.0 kg/mol, the emulsification curve of PS-TMI-MAMA4 does not further move 

down. These imply that the dispersed phase domain size decreases with the molar 

mass of the reactive compatibilizer-tracer and levels off. Koning 
[153]

 found similar 

results based on the SMA/polyphenylene oxide (PPO) blend system with the amino 

terminated PS (PS-NH2) as the reactive compatibilizer. 

During the reactive polymer blending process, the reactive compatibilizer-tracer 

PS-TMI-MAMA needs to diffuse to the PS/PA6 interface to react with PA6 to form 

the PS-g-PA6-MAMA graft copolymer which acts as a compatibilizer to decrease the 

dispersed phase domain size. The reactive compatibilizer with a higher molar mass 

diffuses to the interface in a slower pace 
[105-110]

. In other words, when the molar mass 

of PS-TMI-MAMA is 64.6 kg/mol, the interfacial reaction rate is slow and the 

amount of in-situ formed PS-g-PA6-MAMA is low. However, in the case of 

PS-TMI-MAMA5 (38.9 kg/mol) and PS-TMI-MAMA6 (17.0 kg/mol), they diffuse to 

the interface faster resulting in an increase in the amount of in-situ formed 

PS-g-PA6-MAMA. This could be confirmed by Figure 6.2(b) that the content of the 

reacted PS-TMI-MAMA4 with the largest molar mass is much lower than that of 

PS-TMI-MAMA5 and PS-TMI-MAMA6. Therefore, decreasing the molar mass is 

favorable for the interfacial reaction and morphology of the reactive polymer blending 

process. Figure 6.2 (c) shows that the effective emulsification curves of 

PS-TMI-MAMA4, PS-TMI-MAMA5 and PS-TMI-MAMA6 almost superimpose, 

indicating that when the amount of in-situ formed graft copolymer is fixed, the molar 

mass of the reactive compatibilizer-tracer has no significant influence on the 

dispersed phase domain size.  

In general, the molar mass of the reactive compatibilizer-tracer is one of the most 

important factors on the reactive polymer blending process. When the content of the 
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reactive group TMI is fixed, the reactive compatibilizer-tracer with a higher molar 

mass diffuses to the interface in a slower pace and the amount of the in-situ formed 

graft copolymer is less, resulting in a larger dispersed phase domain size. However, 

when the amount of the in-situ formed graft copolymer is enough, the dispersed phase 

domain size of the system with different molar masses of PS-TMI-MAMA is the 

same. The molar mass of the reactive compatibilizer-tracer influences the reaction rate 

and then the dispersed phase domain size. However, it has no effect on the effective 

compatibilizing efficiency. 
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Figure 6.2 Effect of the molar mass of the reactive compatibilizer-tracer on the emulsification 

curve (a), RCC-CC curve (b) and the effective emulsification curve (c) of PS/PA6 (95/5) system. 

Feed rate: 13 kg/h; screw speed: 100 rpm; amount of tracer-compatibilizer: 3.2 g reactive 

compatibilizer-tracer injection location: port 2. 

6.3.2 Effect of TMI content 
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The effect of the TMI content of the PS-TMI-MAMA on the RTD curves is 

shown in Figure 6.3. It can be seen that the RTD curves of PS-TMI-MAMA1, 

PS-TMI-MAMA5 and PS-TMI-MAMA7 almost superimposes, indicating that TMI 

content (2 wt%-7.1 wt%) has no influence on the residence time. 
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Figure 6.3 Effect of the TMI content of the reactive compatibilizer-tracer on the RTD curve for the 

PS/PA6 (95/5) blend. Feed rate: 13 kg/h; screw speed: 100 rpm; amount of reactive 

compatibilizer-tracer: 3.2g; reactive compatibilizer-tracer injection location: port 2.  

 

    Figure 6.4 shows the effect of TMI content on the emulsification curve (a), 

RCC-CC curve (b) and effective emulsification curve (c). It can be seen from Figure 

6.4 (a) that as the TMI content increases, the emulsification curve moves down. This 

indicates that the dispersed phase domain size decreases with increasing TMI content. 

It can be seen from Figure 6.4 (b) that the RCC-CC curves of PS-TMI-MAMA1, 

PS-TMI-MAMA5 and PS-TMI-MAMA7 almost superimpose, indicating that TMI 

content has only a small influence on the RCC. In other words, the difference in the 

dispersed phase domain size of the three systems with different PS-TMI-MAMA is 

caused by the molecular architecture of the in-situ formed PS-g-PA6-MAMA and not 

by its amount. This is confirmed by Figure 6.4 (c). When the content of the reacted 

PS-TMI-MAMA is fixed, the dispersed phase domain size decreases with increasing 

TMI content. Therefore, when the molar mass of PS-TMI-MAMA is fixed, the TMI 

content does not influence much the interfacial reaction but affects significantly the 

compatibilizing efficiency. As the TMI content increases, the number of PA6 grafts of 

PS-g-PA6-MAMA increases. Its compatibilizing efficiency increases and the 
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dispersed phase domain size decreases. De Roover 
[154]

 investigated the MA content 

of PP-g-MA on the PP/PA6 blend and found similar results that the dispersed phase 

domain size decreases and levels off with increasing MA content. 
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Figure 6.4 Effect of the TMI content of the reactive compatibilizer-tracer on the emulsification 
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curve (a), RCC-CC curve, (b) and the effective emulsification curve (c) of PS/PA6 (80/20) system. 

Feed rate: 13 kg/h; screw speed: 100 rpm; amount of tracer-compatibilizer: 3.2 g reactive 

compatibilizer-tracer injection location: port 2. 

 

6.3.3 Graft reactive compatibilizer-tracer vs. block reactive 

compatibilizer-tracer 

Figure 6.5 shows the RTD curves of the graft reactive compatibilizer-tracer 

PS-TMI-MAMA5 (Mn=38.9 kg/mol) and block reactive compatibilizer-tracer 

Anhy-PS-Anth (Mn=32.9 kg/mol). It can be seen that these two RTD curves almost 

superimpose. 
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Figure 6.5 Effect of type of the reactive compatibilizer-tracer on the RTD curve for the PS/PA6 

(95/5) blend. Feed rate: 13 kg/h; screw speed: 100 rpm; amount of reactive compatibilizer-tracer: 

3.2g; reactive compatibilizer-tracer injection location: port 2. 

 

Figure 6.6 shows the emulsification curve (a), RCC-CC curve (b) and effective 

emulsification curve (c) of PS-TMI-MAMA5 and Anhy-PS-Anth. It can see from 

Figure 6.6 (a) that the emulsification curve of PS-TMI-MAMA5 is below that of 

Anhy-PS-Anth, especially for the long time domain. This indicates that the dispersed 

phase domain size of PS-TMI-MAMA5 is smaller than that of Anhy-PS-Anth. On the 

other hand, it can be seen from Figure 6.6 (b) that the amount of the in-situ formed 

copolymer for these two systems is almost the same. It can also be seen from Figure 

6.6c that the effective emulsification curve of PS-TMI-MAMA5 is below that of 

Anhy-PS-Anth, indicating that the compatibilizing efficiency of PS-TMI-MAMA5 is 
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higher than that of Anhy-PS-Anth. Joen
[93]

 found similar result that the compatibilzing 

efficiency of block copolymer PS-b-PMMA is lower than that of graft copolymer 

PS-g-PMMA for the PS/PMMA blend. 
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c  

Figure 6.6 Effect of type of the reactive compatibilizer-tracer on the emulsification curve (a), 

RCC-CC curve (b) and the effective emulsification curve (c) of PS/PA6 (80/20) system. Feed rate: 

13 kg/h; screw speed: 100 rpm; amount of tracer-compatibilizer: 3.2 g; reactive 

compatibilizer-tracer injection location: port 2. 

6.4 Conclusion 

The reactive compatibilizer-tracer is used together with RTD transient 

experiments to investigate the effect of the molecular architecture of reactive 

compatibilizer-tracer on the reactive polymer blending process. 

When the TMI content in PS-TMI-MAMA is fixed and the molar mass increases 

from 17.0 kg/mol to 64.6 kg/mol, PS-TMI-MAMA diffuses to the interface slower, 

resulting in the decreases in the amount of the in-situ formed PS-g-PA6-MAMA and 

the increase in the dispersed phase domain size. However, when the amount of the 

in-situ formed PS-g-PA6-MAMA is fixed, the dispersed phase domain size obtained 

with PS-TMI-MAMA of different molar mass is almost the same. Therefore, the 

molar mass influences the interfacial reaction rate and then the dispersed phase 

domain size but not the effective compatibilizing efficiency. 

When the molar mass of PS-TMI-MAMA is fixed, the amount of in-situ formed 

graft copolymer is almost the same but the dispersed phase domain size decreases 

with increasing TMI content. Therefore, the TMI content does not influence much the 

interfacial reaction but affects significantly the comaptibilizing efficiency. In the case 

of the graft reactive compatibilizer PS-TMI-MAMA5 and block reactive 

compatibilizer Anhy-PS-Anth, the compatibilizing efficiency of PS-TMI-MAMA5 is 

higher than that of Anhy-PS-Anth.
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Chapter 7 Effect of the degree of fill on the 
PS/PA6/PS-TMI-MAMA reactive polymer  

7.1 Introduction 

A single screw extruder has only one operating parameter which is screw speed. 

The latter has to be increased to increase the throughput. By contrast, a twin screw 

extruder has two operating parameters which are screw speed, N, and throughput, Q. 

They may have significant influences on the morphology and interfacial reaction of 

reactive polymer blending processes. Most of the literature reported that screw speed 

and throughput could affect the residence time. In fact, they may also affect the 

degree of fill. When the Q/N ratio is fixed, the degree of fill is fixed, whatever the 

values of Q and N 
[155]

. This chapter investigates the effect of the degree of fill on the 

reactive polymer blending process via the Q/N ratio. 

7.2 Experimental 

7.2.1 Materials 

The characteristics of the PS and PA6 are shown in Table 3.2. The 

number-average molar mass, the TMI content and the MAMA content of 

PS-TMI-MAMA were 38.9 kg/mol, 5.1 wt% and 0.5 wt%, respectively. 

7.2.2 Reactive blending 

The composition of the PS/PA6 blend was 95/5. The reactive 

compatibilizer-tracer PS-TMI-MAMA was injected at port 2 which was far away from 

the die exit. The values of Q and N as well as the Q/N ratios are listed in Table 7.1. 

The volume throughput Q was the mass throughput divided by density. The densities 

of the PS and PA6 were 970 and 1130 kg/m
3
, respectively. That of the PS/PA6 (95/5) 

blend was estimated to be 978 kg/m
3
. 
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Table 7.1 Experiments carried out in this work and their operating conditions  

Experiment No. 1 2 3 4 5 6 7 8 9 10 11 

Screw Speed 

N rpm  
80 100 120 200 80 100 120 50 80 100 120 

Mass throughput 

kg/h  
5.2 6.5 7.8 13 10.4 13 15.6 13 20.8 26 31.2 

Volume throughput 

Q (×10
-3

 l/min) 
5.31 6.64 7.97 13.3 10.6 13.3 15.9 13.3 21.3 26.5 31.9 

Specific throughput 

Q/N (×10
-3

 l/rev.) 
1.11 1.11 1.11 1.11 2.21 2.21 2.21 4.43 4.43 4.43 4.43 

 

7.3 Result and discussion 

7.3.1 Effect of screw speed 

Figure 7.1 shows the effect of screw speed on the emulsification curve (a), 

RCC-CC curve (b) and effective emulsification curve (c) when the throughput is fixed 

at 13 kg/h. It can be seen from Figure 7.1 (a) and 7.1 (b) that as screw speed increases, 

the emulsification curve moves up and the RCC-CC curve moves down. It indicates 

that the dispersed phase domain size increases and the content of the in-situ formed 

graft copolymer decreases with increasing screw speed. Similar result was found by 

Li et al. 
[42]

 that the dispersed phase domain size reached a minimum at 400 rpm.  

The shear stress could be calculated by shear rate and viscosity 
[42]

:   τ = � �̇ = �̇       (7-1) �  is the shear stress of matrix, �  is the matrix viscosity, �̇ is the shear rate, M is 

the coefficient of power function，n is the index of power function 0<n<1 . It could 

be deduced from equation (7-1) that the shear stress of matrix increases with 

increasing shear rate. As screw speed increases, the shear stress increases and then the 

dispersed phase domain size should decrease when the interface slip could be 

neglected. However, it is contradictory to the result of the emulsification curve. 
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Figure 7.1 Effects of screw speed on the emulsification curve (a), RCC-CC curve (b) and effective 

emulsification curve (c).  

 

Why does the dispersed phase domain size increase with increasing screw speed? 

It can be seen from the effect of screw speed on the RTD curve (Figure 7.2) that the 
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residence time decreases with increasing screw speed. There is no enough residence 

time for PS-TMI-MAMA to react with PA6 and the amount of the in-situ formed graft 

copolymer is not enough at higher screw speed (Figure 7.1b), leading to an increase in 

the dispersed phase domain size. On the other hand, it can be seen from the effective 

emulsification curve (Figure 7.1c) that the effective emulsification curves at 50, 100 

and 200 rpm could be divided into two regimes. In the first regime, the content of the 

reacted PS-TMI-MAMA is zero or very low and the effective emulsification curve at 

200 rpm is above those at 50 and 100 rpm. In this regime, since the content of the 

reacted PS-TMI-MAMA is low, mechanical conditions control the dispersed phase 

domain size. An increase in screw speed is expected to shorten the residence time and 

increase the mixing intensity. The former disfavor the emulsification process and the 

latter favors it. It will be shown later that it is the degree of fill and not the screw 

speed nor throughput that controls the mixing and therefore the emulsification process. 

In the second regime where the content of the reacted PS-TMI-MAMA is above some 

values, the effective emulsification curves at 50, 100 and 200 rpm almost superimpose, 

indicating that in this regime it is the content of the in-situ formed PS-g-PA6-MAMA 

that controls the dispersed phase domain size. 
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Figure 7.2 Effect of the screw speed on the RTD curves. 

 

7.3.2 Effect of throughput 

Figure 7.3 and 7.4 shows the effect of throughput on the residence time (Figure 
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7.3) and emulsification curve (Figure 7.4a), RCC-CC curve (Figure 7.4b) and 

effective emulsification curve (Figure 7.4c) when the screw speed is fixed at 100 rpm. 

It can be seen from Figure 7.3 that an increase in throughput decreases the residence 

time. However, it can be seen from Figure 7.4 (a) and 7.4 (b) that as throughput 

increases, the emulsification curve moves down and the RCC-CC curve moves up, 

indicating that the dispersed phase domain size decreases and the content of the 

in-situ formed graft copolymer increases. The above results seem to be contradictory 

and imply that for a given screw speed, the residence time is not the controlling 

parameter of the emulsification process. Rather, we speculate that it is the degree of 

fill that controls the mixing and consequently the emulsification process.     

Degree of fill is one of the most important parameters which influence the 

reactive polymer blending process in a twin screw extruder 
[156]

. As the throughput 

decreases, the degree of fill decreases too and then the shear applied to the polymer 

blend decreases. Therefore, even if the residence time is long enough, there is no 

enough in-situ formed graft copolymer at the interface to prevent the dispersed phase 

domains from coalescing and their size increases. Besides, it can be seen from Figure 

7.4 (c) that there is a significant difference among the effective emulsification curves 

obtained at different throughputs when the content of the reacted PS-TMI-MAMA is 

low: the emulsification curve moves down as the throughput increases. The difference 

narrows with increasing content of the reacted PS-TMI-MAMA. 
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Figure 7.3 Effect of the throughput on the RTD curve. Screw speed = 100 rpm. 
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Figure 7.4 Effect of throughput on the emulsification curve (a), RCC-CC curve (b) and effective 

emulsification curves (c). 

 

7.3.3 Effect of degree of fill 

    The experiments of different degree of fill were carried out to further confirm 

that the effect of the throughput on the interfacial reaction and morphology of the 

reactive polymer blending process is caused by the degree of fill. Firstly, define the 

degree of fill. Degree of fill (f) is the ratio of the effective volume (Veff) which is the 

material volume in the twin screw extruder and the free volume (V) between the screw 

and the barrel. It can be calculated by following equation:  

                      � = × ̅ �         (7-2) 

where Q is the throughput and ̅ is the mean residence time. 
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Dimensionless residence time (�), revolution (n) and extrudate volume (v) are 

shown as follows: 

                       � = ̅⁄  (7-3) 

                             =    (7-4) 

                             � = �         (7-5) 

where N is the screw speed and t is the residence time. Hence, there is the following 

equation: 

                           � = ̅ = ̅ = �̅
       (7-6) 

where τ is the dimensionless residence time (τ=t/t)̅[118, 157]
. 

When the ratio of Q and N is fixed, the E(τ)-τ curves of different screw speed 

and throughput superimpose (Figure 7.5), indicating that E(τ)-τ curve is independent 

on Q and N. According to the literature 
[157]

, residence revolution distribution (RRD-n) 

and residence volume distribution (RVD-v) is independent on the Q and N when Q/N 

is fixed. Hence, there is the following equation: 

                           ̅ = � = �      (7-7) 

                           Q ̅ = � = �       (7-8) 

where k1 and k2 are the fixed value and k2/k1=Q/N. Hence, ̅ and Q ̅ is the fixed 

value when Q/N is fixed. 

    Taking equation (7-2) into the equation (7-7) and equation (7-8), there is the 

following equation:
 

                           � = � × = �      (7-9) 

This equation implies that the degree of fill is the fixed value when Q/N is fixed. 
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Figure 7.5 Effect of screw speed and throughput on the dimensionless residence time distribution 

curves for a Q/N of 1.11 ×10
-3 

liter/revolution. 

    The experiments with different degree of fill were carried out and the processing 

parameters are listed in Table 7.1. The value of Q ̅ (Table 7.2) could represent for the 

degree of fill because the free volume of twin screw extruder is fixed. It can be 

confirmed again that the degree of fill is fixed when Q/N is fixed. When Q/N 

increases from 1.11×10
-3

 l/rev to 2.21×10
-3

 l/rev, the degree of fill increases by 1.5 

folds; when Q/N further increases to 4.43×10
-3

 l/rev, the degree of fill is almost 

full ,which is 2 folds of that at 1.11×10
-3

 l/rev,  

 

Table 7.2 The degree of fill of with different screw speed and throughput. 

 
Q (kg/h) N (rpm) 

Q  ̅(l) Q/N  

(*10
-3

 l/rev) 

1 5.2 80 0.18 

1.11 
2 6.5 100 0.18 

3 7.8 120 0.18 

4 13 200 0.19 

5 10.4 80 0.26 

2.21 6 13 100 0.24 

7 15.6 120 0.26 

8 13 50 0.34 

4.43 
9 20.8 80 0.34 

10 26 100 0.38 

11 31.2 120 0.36 

 

The effect of screw speed and throughput on the emulsification curve when Q/N 

is fixed is shown in Figure 7.6. It can be seen from Figure 7.6 (a) that when the degree 
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of fill is low, the emulsification curves of different screw speed and throughput almost 

superimpose and the dispersed phase domain size just slightly decreases. When the 

degree of fill increases (Figure 7.6b and 7.6c), the dispersed phase domain size 

decreases significantly. Because when the degree of fill is low, the shear stress applied 

on the blend is weak, resulting in the low interfacial reaction between 

PS-TMI-MAMA and PA6. As the degree of fill increases, the shear stress increases 

and PS-TMI-MAMA has more opportunities to react with PA6. This could be 

confirmed by the RCC-CC curve that the amount of graft copolymer at the interface is 

few under low degree of fill (Figure 7.7a) and it increases significantly with 

increasing degree of fill (Figure 7.7b and 7.7c). 
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Figure 7.6 Effect of increasing screw speed and throughput on the emulsification curves based on 

the fixed value of Q/N. (a) low degree of fill: Q/N=1.11 ×10
-3

 l/rev; (b) medium degree of fill: 

Q/N=2.21 ×10
-3

 l/rev; (c) high degree of fill: Q/N=4.43 ×10
-3 

l/rev. 
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The kneading block only has transporting function and could not provide 

effective shear stress under low degree of fill. The interfacial generation is low and it 

is hard for PS-TMI-MAMA to diffuse to the interface to react with PA6. Under this 

condition, even if the residence time is long enough (decreasing throughput and screw 

speed), there is few copolymer in-situ formed at the interface. Therefore, the 

emulsification curves and RCC-CC curves of different screw speed and throughput 

almost superimpose and dispersed phase domain size hardly decreases. In other words, 

residence time has no influence on the content of reacted PS-TMI-MAMA and the 

dispersed phase domain size at low degree of fill. At medium degree of fill, the 

emulsification curves of different screw speed and throughput do not superimpose. 

The emulsification curve of the largest screw speed and throughput is at the top, 

indicating that the dispersed phase domain size is the largest. Because when the 

degree of fill increases from low to medium, the shear stress increase and the effect of 

the residence time appears. As the screw speed and throughput increases, the 

residence time decreases and the amount of the in-situ formed copolymer decreases, 

resulting in the increases in the dispersed phase domain size. Moreover, as the degree 

of fill further increases to fully occupied, the emulsification curves of different screw 

speed and throughput superimpose again. Because the shear stress is very strong, 

there is enough amount of the copolymer at the interface to decrease the dispersed 

phase domain size even if the residence time is short (increasing throughput and 

screw speed). 

Figure 7.8 shows the effect of the screw speed and throughput on the effective 

emulsification curve when Q/N is fixed. It can be seen that the effective 

emulsification curves of different screw speed and throughput superimpose to one 

curve when the degree of fill is fixed. As the degree of fill increases, the effective 

emulsification curve decreases when the content of the reacted PS-TMI-MAMA is 

zero or very low. However, the difference among the effective emulsification curves 

obtained at various screw speeds and throughputs narrows or disappears when there is 

some graft copolymer formed at the interface. 
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c  

Figure 7.7 Effect of increasing screw speed and throughput on the RCC-CC curves based on the 

fixed value of Q/N. (a) low degree of fill: Q/N=1.11 ×10
-3

 l/rev; (b) medium degree of fill: 

Q/N=2.21 ×10
-3

 l/rev; (c) high degree of fill: Q/N=4.43 ×10
-3 

l/rev. 
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Figure 7.8 Effect of increasing screw speed and throughput on the RCC-CC curves based on the 

fixed value of Q/N. l:ow degree of fill-Q/N=1.11 ×10-3 l/rev: :5.2 kg/h, 80 rpm; ●○: 6.5 

kg/h, 100 rpm; : 7.8 kg/h, 120 rpm; (b) medium degree of fill-Q/N=2.21 ×10-3 l/rev: 

:10.4 kg/h, 80 rpm; ●○: 13 kg/h, 100 rpm; : 15.6 kg/h, 120 rpm; (c) high degree of 

fill-Q/N=4.43 ×10-3 l/rev: :20.8 kg/h, 80 rpm; ●○: 26 kg/h, 100 rpm; : 31.2 kg/h, 

120 rpm. Solid symbol: short time domain; open symbol: long time symbol. 

 

The above results confirm that the effect of the throughput on the dispersed 

phase domain size is caused by the degrees of fill. When screw speed is fixed and 

throughput decreases, the residence time increases but the degree of fill deceases at 

the same time which leads to a decrease in the shear stress. The interfacial reaction 

between PS-TMI-MAMA and PA6 is difficult to occur and there is no enough amount 

of the copolymer formed at the interface to decrease the dispersed phase domain size. 

Hence, degree of fill has a more significant influence on the interfacial reaction and 

morphology of the reactive polymer blending process than residence time. 

As screw speed changes, the Q/N changes and the degree of fill changes at the 

same time. Then the effect of screw speed can be discussed in terms of degree of fill. 

As the screw speed decreases, Q/N increases and degree of fill increases which leads 

to the increases in the shear stress. Strong shear stress improves the interfacial 

reaction and the amount of the in-situ formed copolymer increases, resulting in the 
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decrease in the dispersed phase domain size. Therefore as screw speed decreases, both 

the residence time and degree of fill increases which are beneficial to the interfacial 

reaction and reduction in the dispersed phase domain size. 

7.4 Conclusion 

The screw speed (N) and throughput (Q) have significant effects on the reactive 

polymer blending process in the twin screw extruder. When the ratio of throughput Q 

and screw speed N is fixed, RTD with different throughput and screw speed changes, 

however, the corresponding dimensionless residence time distribution superimpose to 

one curve and the degree of fill is fixed. 

As screw speed increases, the mean residence time and degree of fill decreases at 

the same time. Then there is no enough graft copolymer in-situ formed at the interface, 

resulting in the increase in the dispersed phase domain size. As throughput increases, 

the residence time decreases, however, the degree of fill increases too which leads to 

the increase in the shear stress. Then the amount of the in-situ formed copolymer at 

the interface increases and the dispersed phase domain size decreases. The throughput 

and screw speed have significant influences on the reactive polymer blending 

processes through the degree of fill and residence time. The effect of degree of fill is 

more dominant than that of residence time. As the degree of fill increases, the 

interfacial reaction increases and the dispersed phase domain size decreases.
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Chapter 8 Mixing efficiency of mixing elements in a twin 
screw extruder 

8.1 Introduction  

Screw elements in a twin screw extruder can be conveying elements and mixing 

elements. The mixing ability of the twin screw extruder depends on the screw 

configuration, especially the sequence of mixing elements, leading to different 

morphologies and performances of polymer blends. A mixing element provides both 

dispersive mixing and distributive mixing. 
[158-161] 

Dispersive mixing in polymer 

blending is related to the breakup and dispersion of the dispersed phase. Most 

researchers investigated the dispersive mixing based on the morphology of the 

polymer blends 
[162-165]

. Distributive mixing is related to the stretch and deformation 

of the interface 
[166]

. Most literature was focused on the simulation of distributive 

mixing because the latter is difficult to evaluate experimentally. Most importantly, 

dispersive mixing and distributive mixing are highly coupled so that it is challenging 

to study their efficiencies for individual mixing elements. This chapter uses the 

reactive compatibilizer-tracer together with RTD transient experiments to investigate 

the efficiency of mixing element of a twin screw extruder.  

8.2 Experimental 

8.2.1 Material 

The characteristics of the PS and PA6 are shown in Table 3.2. The 

number-average molar mass, the TMI content and the MAMA content of 

PS-TMI-MAMA were 38.9 kg/mol, 5.1 wt% and 0.5 wt%, respectively. 

8.2.2 Reactive blending 

Reactive blending was carried out in a twin screw extruder and the screw 

configuration is shown in Figure 5.3. Figure 8.1 shows the mixing elements used in 
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this chapter. A kneading block (x/y/z) is composed of several kneading discs (number 

of kneading discs y) of 32 mm in total length (z) and the angle between two adjacent 

discs is x. For example, a kneading block 30/7/32 is composed of 7 kneading discs of 

32 mm in total length and the angle between two adjacent kneading discs is 30
o
 

  

30/7/32 45/5/32 

  

60/4/32 90/5/32 

(a) Kneading block 

 

(b) 90° Gear 

 

Figure 8.1 Screw elements used in the experiments. (a) kneading blocks; (b) gear. Kneading block 

(x/y/z): x-kneading angle; y-number of kneading discs; z- length of kneading block. Kneading 

blocks can be forward and reverse kneading blocks. The kneading angle of the forward kneading 

blocks changes in clockwise direction, and that of reverse kneading blocks changes in 

counterclockwise direction. The 90° gear has 10 well-distributed gears and its length is the same 

as a kneading block (32 mm). 

 

The reactive blending process is the same as in the Chapter 5. The blend 

composition of the PS and PA6 was 95/5. The throughput was 13 kg/h and screw 

speed was 100 rpm. 
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8.3 Results and discussion 

8.3.1 Effect of kneading angle  

Figure 8.2 shows the effect of the angle of mixing elements on the emulsification 

curves (a), RCC-CC curves (b) and effective emulsification curves (c) when the 

reactive compatibilizer-tracer is added in Tracer port 1. It can be seen from Figure 8.2 

(a) that the emulsification curve of 30° kneading block is at the top, indicating that the 

dispersed phase domain size of 30° kneading block is the largest. As the kneading 

angle increases from 30° to 60°, the emulsification curve moves down, indicating the 

dispersed phase domain size decreases. A further increase in the kneading angle does 

not move the emulsification curve further down. In other words, the dispersed phase 

domain size of 60° kneading block, 90° kneading block and 90° gear is almost the 

same when the PS-TMI-MAMA content is fixed. 

On the one hand, it can be seen from Figure 8.2 (b) that RCC-CC curve of 30° 

kneading block is at the top. As the kneading angle increases from 30° to 60°, the 

RCC-CC moves up. A further increase in the angle does not move the RCC-CC curve 

further down. This indicates that the content of the reacted PS-TMI-MAMA increases 

with increasing angle and remains unchanged after 60°. Distributive mixing is related 

to the interface stretch and deformation. As the distributive mixing increases, the 

interfacial generation increases and the interfacial reaction increases. Therefore the 

RCC-CC curve is used to evaluate the distributive mixing efficiency. The order of the 

distributive mixing efficiency of mixing element is as follows: 

30°<45°<60° ≈ 90° ≈ 90°gear. As the angle of kneading block increases, the 

distributive mixing efficiency increases. 

On the other hand, it can be seen from Figure 8.2 (c) that the order of the 

dispersed phase domain size is as follows when the content of the reacted 

PS-TMI-MAMA is fixed: 30° ≈ 45°>>60°≈90° ≈90°gear. The difference in the 

dispersed phase domain size of different mixing elements is related to the dispersive 

mixing efficiency. As the kneading angle increases from 45° to 60°, the dispersive 

mixing efficiency increases. It does not further increase with a further increase in the 
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angle of mixing elements. 
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(c) 

Figure 8.2 Effect of kneading angle on the emulsification curve (a), RCC-CC curve (b) and 

effective emulsification curves (c) when the reactive compatibilizer-tracer is added in the tracer 
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port 1. 

 

The effect of the kneading angle on the residence time is shown in Figure 8.3. As 

the kneading angle increases, the RTD shifts to the long time domain. The residence 

time of the 90° gear is the longest. As the residence time increases, the interfacial 

reaction time increases and the content of the in-situ formed graft copolymer increases 

(Figure 8.2b), resulting in the decreases in the dispersed phase domain size. When the 

reactive compatibilizer-tracer is added from tracer port 2 or feeder, the residence time 

further increases. It can be seen from Figure 8.4 that the difference in the 

emulsification curve of different mixing elements decreases. Especially when the 

reactive compatibilizer-tracer is added from the feeder, the emulsification curve of 45°, 

60°, 90°kneading block and 90°gear superimposes. This indicates that when residence 

time increases, the PS-TMI-MAMA has enough time to react with PA6 to form 

enough amount of the graft copolymer at the interface, resulting in a decreases in the 

difference of mixing elements.  
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Figure 8.3 Effect of the kneading angle on the RTD curves when the reactive compatibilizer-tracer 

is added in tracer port 1. 
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b  

Figure 8.4 Effect of the kneading angle on the emulsification curves. (a) Tracer port: 2; (b) Tracer 

port: feeder. 

 

Zhang et al. 
[167]

 used a three-dimensional finite element method to simulate the 

residence time and mixing condition of a kneading block section. The geometric 

configuration of the kneading block is the same as the one used in this chapter. 

Therefore its simulation result could provide a theoretical support. It shows that the 

residence time increases as the kneading angle increases which is the same as the 

result in Figure 8.3.  

Ottino 
[168]

 evaluated the deformation of fluid unit and interface stretch ability 

which is distributive mixing ability based on the laminar flow model. In the initial 

fluid domain, when an infinitesimal material area |dA| with normal direction N̂  is 

transformed into an area |da| with normal direction n̂  at time t, the area stretch ratio 
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of material surface η is defined as follows: 

da

dA
 

  

8-1  

Figure 8.5 shows the arithmetic mean of log η from the entry to the exit. It can be 

seen that the mean log of the area stretch η increases linearly with increasing axial 

distance Z, indicating that η increases exponentially with Z. As the kneading angle 

increases, the area stretch ratio increases, indicating the distributive mixing efficiency 

increases with increasing kneading angle which is in agreement with the experimental 

result in this chapter. 
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Figure 8.5 Axial evolution of mean log of the area stretch η; Screw speed: 150 rpm, feed rate: 17.8 

kg/h. 
[167] 

 

8.3.2 Effect of kneading block width 

The above section discussed the effect of the angle of mixing elements on the 

reactive polymer blending process when the kneading block length is fixed at 32 mm. 

Then this section discusses the effect of the kneading block width of a 60
o
 kneading 

block (22 mm and 32 mm) on the reactive polymer blending process.  

Figure 8.6 shows the effect of block width on the emulsification curve (a), 

RCC-CC curve (b) and effective emulsification curve (c) when the reactive 

compatibilizer-tracer is added in the tracer port 1. It can be seen from Figure 8.6 (a) 

that the emulsification curve of 60
o
 kneading block with 22 mm in width is below that 
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of 60
o
 kneading block with 32 mm in width. This indicates that the dispersed phase 

domain size of 60
o
 kneading block with 22 mm in width is smaller than that of 60

o
 

kneading block with 32 mm in width. The RTD curves of these two kneading blocks 

superimpose (Figure 8.7), indicating that block width has little influence on the 

residence time. In other words, the difference in the dispersed phase domain size is 

not caused by the residence time. 

It can be seen from Figure 8.6 (c) that the effective emulsification curves of these 

two kneading blocks superimpose, indicating that the dispersed phase domain size of 

60
o
 kneading block with 22 mm and 32 mm in length is almost the same. In other 

words, the block width has little influence on the dispersive mixing efficiency. On the 

other hand, it can be seen from Figure 8.6 (b) that RCC-CC curve of 60
o
 kneading 

block with 22 mm in length is above that of 60
o
 kneading block with 32 mm in length, 

indicating the content of the in-situ formed PS-g-PA6-MAMA of 60
o
 kneading block 

with 22 mm in width is larger than that of 60
o
 kneading block with 32 mm in width. 

When the kneading block width is decreased from 32 to 22 mm, the number of 

kneading blocks is increased from 6 to 8.7 at the same time. An increase in 

distributive mixing efficiency increases the interfacial reaction between 

PS-TMI-MAMA and PA6, resulting in a decreases in the dispersed phase domain size. 

Takeshi 
[169]

 investigated the dispersive and distributive mixing efficiency of 

kneading blocks with different block widths via an infinite element method. In terms 

of dispersive mixing, the number of particles through the high-shear section and 

low-shear section increases with increasing block width, indicating that the dispersive 

mixing efficiency does not increase with decreasing block width. In terms of 

distributive mixing, as the block width decreases, the area stretch increases, indicating 

that the distributive mixing efficiency increases. 
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Figure 8.6 Effect of the kneading block width on the emulsification curve (a), RCC-CC curve (b) 

and effective emulsification curve (c) when the reactive compatibilizer-tracer is added in tracer 

port 1. 
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Figure 8.7 Effect of the kneading block width on the RTD curve when the reactive 

compatibilizer-tracer is added in tracer port 1. 

 

8.3.3 Effect of combined mixing elements 

If two 30
o
 kneading blocks of the kneading zone whose mixing efficiency is the 

lowest are substituted by two 90
o
 gear or reverse 30

o
 kneading blocks, how does the 

interfacial reaction and morphology evolve? Table 8.1 shows four screw 

configurations of the kneading zone. 

 

Table 8.1 Four screw configurations of the kneading zone. 

 Sequence of mixing elements (From Tracer Port 1 to die exit) 

Configutation 1 6×30
o
 Kneading blocks 

Configuration 2 
1×90

o 
Gear, 2×30

o
 Kneading blocks, 1×90

o 
Gear, 

2×30
o
 Kneading blocks 

Configuration 3 
1×Reverse 30

o
 Kneading block, 2×30

o
 Kneading blocks,  

1×Reverse 30
o
 Kneading block, 2×30

o
 Kneading blocks 

Configuration 4 6×90
o 
Gears 

 

Figure 8.8 shows the effect of the screw configuration of the kneading zone on 

the emulsification curve when the reactive compatibilizer-tracer is added in tracer port 

1. The order of the dispersed phase domain size vs. reactive compatibilizer-tracer 

content (Figure 8.8a) follows: configuration 1 > configuration 2 >> configuration 3 ~ 
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configuration 4. Figure 8.8 (b) shows that the content of the reacted PS-TMI-MAMA 

follows the order: configuration 1 ~ configuration 2 < configuration 3 ~ configuration 

4. This order corresponds to that of the distributive mixing efficiency of these screw 

configurations. Figure 8.8c shows that for a given content of the reacted 

PS-TMI-MAMA, the dispersed phase domain size follows the order: configuration 1 > 

configuration 2 > configuration 3 ~ configuration 4. The order of the dispersive 

mixing efficiency of these screw configurations is exactly the opposite of this order. 

The above results indicate that an increase in the angle of the mixing element from 30 

to 90
o
 has a positive effect on its distributive and dispersive mixing efficiencies. 

Moreover, a negative angle has a very significant and positive effect on the 

distributive and dispersive mixing efficiencies of a mixing element. The distributive 

and dispersive mixing efficiencies of the gears are among the highest.     
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Figure 8.8 Effect of the sequence of mixing elements on the emulsification curve when the 

reactive compatibilizer-tracer is added in tracer port 1. 

 

Kalyon and Sangani
[170]

 found similar results based on a thermoplastic elastomer 

blend. Takeshi
[169]

 also showed that the addition of reverse 60
o
 kneading blocks could 

increase the dispersive and distributive mixing efficiencies. 

Figure 8.9 shows the RTDs of the four screw configurations. The shift of the 

RTD curve the longer time domain follows the order: configuration 1 > configuration 

2 > configuration 3 ~ configuration 4. 
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Figure 8.9 Effect of the sequence of mixing elements on the RTD curve when the reactive 

compatibilizer-tracer is added in tracer port 1. 

 

8.4 Conclusion 

This chapter investigates the distributive and dispersive efficiencies of different 

mixing elements. They are evaluated via RCC-CC (the content of PS-g-PA6-MAMA 

formed at the interface as a function of the reactive compatibilizer-tracer content) and 

effective emulsification curve (the dispersed phase domain diameter as a function of 

the content of PS-g-PA6-MAMA). It indicates that when the angle of mixing elements 

increases, the distributive and dispersive mixing efficiencies increase, resulting in an 

increase of interfacial generation and decrease in the dispersed phase domain diameter 

based on the same amount of PS-g-PA6-MAMA. The distributive mixing efficiency 

decreases with increasing width of the kneading block while the dispersive mixing 
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efficiency remains unchanged. When two 30
o
 kneading blocks of a kneading zone are 

replaced by two 90
o
 gears, the distributive mixing efficiency remains unchanged and 

the dispersive mixing efficiency increases. When they are replaced by two reverse 30
o
 

kneading blocks, the dispersive and distributive mixing efficiencies increase 

significantly.
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Chapter 9 General conclusion and future work 

9.1 General conclusion 

Reactive polymer blend has become the most common and convenient method to 

prepare polymer materials with high performance. The interfacial reaction of a 

reactive polymer blending process has great influence on the morphology of the 

resulting blend which determines its performance. This thesis aims at addressing how 

to control the interfacial reaction and morphology of reactive polymer blends.  

The first part of the thesis develops the concept of reactive compatibilizer-tracer 

and applies it to a reactive polymer blending process in a batch mixer. It allows 

studying the effects of mixing and reactive compatibilizer-tracer structure on the 

interfacial reaction and morphology. 

9-(methylaminomethyl)anthracene (MAMA), a molecule which contains a  

fluorescent group, is incorporated into a random copolymer of styrene (St) and 

3-isopropenyl-α, α‟-dimethylbenzene isocyanate (TMI), denoted as PS-TMI, to form a 

reactive compatibilizer-tracer, denoted as PS-TMI-MAMA. The latter is used both as 

a reactive compatibilizer and tracer for polystyrene (PS)/polyamide 6 (PA6) blends. 

The NCO group of PS-TMI-MAMA could react with the terminal amine group of the 

PA6 to in-situ form a graft copolymer denoted as PS-g-PA6-MAMA which acts as a 

compatibilizer. On the other hand, MAMA in PS-TMI-MAMA has fluorescent 

property which allows detecting the amount of the reacted PS-TMI-MAMA via size 

exclusion chromatography (SEC) with a UV detector. 

PS-TMI-MAMA is used as a reactive compatibilizer-tracer for the PS/PA6 

(80/20) blend which is processed in a batch mizer. In the initial stage of mixing, the 

amount of the in-situ formed graft copolymer PS-g-PA6-MAMA rapidly increases and 

the dispersed phase domain size rapidly decreases. In a later stage of mixing, the 

amount of the PS-g-PA6-MAMA continues to increase in a lower pace whereas the 

dispersed phase domain size increases in an abrupt manner and reaches a value which 
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is close to that without compatibilizer. This is because that in the later stage of mixing, 

the number of PA6 grafts of the PS-g-PA6-MAMA increases and its thermodynamic 

stability at the PS/PA6 interfaces deteriorates accordingly. Under mixing, 

PS-g-PA6-MAMA could be pulled out of the interface to the PA6 phase and form 

micelles in the PA6 phase. Consequently it loses completely its compatibilizing role, 

resulting in an abrupt increase in the dispersed phase domain size.  

A decrease in the number of PA6 grafts per PS-g-PA6-MAMA increases its 

interfacial thermodynamic stability. When the reactive copolymer-tracer bears only 

one terminal reactive group (reactive block compatibilizer-tracer Anhy-PS-Anth), the 

in-situ formed block copolymer could be thermodynamically more stable at the 

interface. Therefore the dispersed phase domain size always decreases and ultimately 

levels off with increasing mixing time, instead of an abrupt increase as it is the case 

for PS-TMI-MAMA, a multi-functional reactive compatibilizer-tracer.  

Mixing has a dual effect on the reactive polymer blending processes. On the one 

hand, a higher mixing speed promotes the interfacial reaction between 

PS-TMI-MAMA and PA6 by generating more interfacial area. On the other hand, it 

helps the reaction between the NCO groups of PS-g-PA6-MAMA and PA6 leading to 

the increase in the number of PA6 grafts. Therefore the PS-g-PA6-MAMA graft 

copolymer could be more prone to be pulled out of the interface to the PA6 phase. 

During annealing, no additional PS-TMI-MAMA participates in the interfacial 

reaction. However, the NCO groups of the PS-g-PA6-MAMA could continue to react 

with the PA6. As the annealing time increases, the number of PA6 graft in 

PS-g-PA6-MAMA increases. Therefore annealing deteriorates the interfacial 

thermodynamic stability. This is why once mixing is resumed, a sharp increase in the 

dispersed phase domain size is observed.   

When the PS/PA6 composition is 20/80, in the presence of PS-TMI-MAMA the 

dispersed phase domain size decreases with mixing time and then levels off, which is 

very different from the PS/PA6 (80/20) blend described above. This is because 

PS-g-PA6-MAMA could still be pulled out of the interface to the PA6 phase and form 

micelles in the later stage of mixing. However, the PA6 phase is now the matrix not 
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the dispersed phase. These micelles in the matrix could prevent the dispersed phase 

domains from coalescing.  

The second part of this thesis deals with the reactive blending process in a twin 

screw extruder. More specifically, the use of the concept of reactive 

compatibilizer-tracer together with the concept of residence time distribution allows  

detecting the evolution of the interfacial reaction and morphology of 

PS/PA6/PS-TMI-MAMA reactive blend in the twin screw extruder with a small 

amount of reactive compatibilizer-tracer. It provides a powerful tool to assess the 

evolutions of the reactive compatibilizer-tracer content, the dispersed phase domain 

diameter, and the amount of the in situ formed graft copolymer, respectively, as a 

function of the residence time in a twin-screw extruder. Based on that the 

emulsification curve, the RCC-CC curve (the content of the in situ formed graft 

copolymer as a function of compatibilizer-tracer concentration) and effective 

emulsification curve (the dispersed phase domain size as a function of the content of 

the in situ formed graft copolymer) could also be obtained. Then the relationship 

between molecular architecture of reactive compatibilizer-tracer and compatibilizing 

efficiency, the effects of the processing parameters on the interfacial reaction and 

morphology and the dispersive and distributive mixing efficiency of mixing elements 

are investigated. The main results are summarized below: 

(1) When the molar mass of reactive compatibilizer is fixed, increasing reactive 

group content has no influence on the interfacial reaction but decreases the dispersed 

phase domain size. When the reactive group content is fixed, increasing molar mass 

decreases the interfacial reaction rate, resulting in the decrease in the amount of the 

in-situ formed graft copolymer and increases in the dispersed phase domain size. 

However, when the amount in-situ formed graft copolymer is the same, the dispersed 

phase domain size of the blend system with PS-TMI-MAMA of different molar mass 

is the same. The molar mass influences the interfacial reaction rate but not affect the 

compatibilizing efficiency. The compatibilzing efficiency of graft reactive 

compatibilizer-tracer PS-TMI-MAMA5 is higher than block reactive 

compatibilizer-tracer Anhy-PS-Anth. 
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(2) When throughput (Q) and screw speed (N) is fixed, the RTD curves of 

different Q and N are different, however, the dimensionless residence time 

distribution curves superimpose to one curve and the degree of fill is the same. As the 

screw speed increases, the residence time and the degree of fill decrease, leading to 

the decrease in the amount of in-situ formed graft copolymer PS-g-PA6-MAMA and 

then the increase in the dispersed phase domain size. As the throughput decreases, the 

residence time increases but the degree of fill decreases which leads to the shear force 

applied on the polymer blend decreases. Then the amount of PS-g-PA6-MAMA 

decreases and the dispersed phase domain size increases. The throughput and screw 

speed have an influence on the reactive polymer blending processes through the 

degree of fill and residence time. The effect of degree of fill is more dominant than 

that of residence time. When the degree of fill is low, the shear intensity is weak 

leading to the low interfacial reaction and compatibilizing efficiency even though 

there is enough residence time. 

(3) RCC-CC curve and effective emulsification curve are used to evaluate the 

distributive and dispersive mixing efficiency. It indicates that when the kneading 

angle of kneading blocks increases, the distributive and dispersive mixing efficiencies 

increase, resulting in an increase in the interfacial generation and a decrease in the 

dispersed phase domain size based on the same amount of in-situ formed 

PS-g-PA6-MAMA. As the width of kneading block decreases, the distributive mixing 

efficiency increases and the dispersive mixing efficiency remains unchanged. When 

two 30
o
 kneading blocks are replaced by two reverse 30

o
 kneading blocks, the 

dispersive and distributive mixing efficiencies increase significantly. 

9.2 Future work 

The thesis uses the reactive compatibilizer-tracer together with concept of 

residence time distribution to establish the measurement method of interfacial reaction 

and morphology of reactive polymer blending process. Based on that, the effect of 

molecular architecture, processing parameters and flow field are investigated. There 

are many research aspects could continue and develop: 
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(1) It is very difficult to investigate the interfacial reaction kinetics because the 

flow fields in a batch mixer and in twin screw extruder are very complex. It would be 

interesting to use a rheometer to investigate the interfacial reaction kinetics under a 

well-defined flow field. 

(2) In this thesis work, the residence time distribution of the reactive 

compatibilizer-tracer in the twin screw extruder was measured by an in-line 

fluorescent measurement device. In-line small angle scattering and near infrared 

devices could also be installed on the twin screw extruder to monitor the morphology 

and interfacial reaction in real time.  

    (3) In this thesis work, the dispersive and distributive mixing efficiencies of 

different mixing elements were characterized experimentally. It would be interesting 

to develop mathematical models and validate them with the experimental data. 
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Titre de Thèse 

Développement d‟un concept d‟agent compatibilisant-traceur réactif visant à étudier 

l‟évolution de la réaction interfaciale et de la morphologie de mélanges de polymères 

réactifs 

Résumé 
Le mélange de polymères est une méthode répandue pour élaborer des matériaux 

polymères. Cependant, la plupart des polymères sont thermodynamiquement 

immiscibles entre eux, engendrant une séparation de phase des mélanges et une 

détérioration de leurs propriétés. Afin de palier ces problèmes, la méthode dite 

compatibilisation réactive est souvent employée. Elle est basée sur la formation in-situ 

de copolymères à bloc ou greffés par l‟intermédiaire de réactions interfaciales entre 
polymères réactifs. Cette thèse a pour objet de développer un concept dit agent 

compatibilisant-traceur réactif qui permettra d‟utiliser de faibles quantités d‟agents 
compatibilisants réactifs pour évaluer leurs efficacités de compatibilisation 

directement sur des extrudeuses bi-vis industrielles, d‟une part ; et de caractériser la 

performance du mélange d‟une extrudeuse bi-vis en fonction des conditions 

opératoires et/ou du profil de vis employé.  

 

Mots-clés : Mélange de polymères réactifs ; agent compatibilisant-traceur réactif ; 

mélange ; extrudeuse bi-vis ; réaction interfaciale. 

 

 

Thesis Title 
Development of a concept of reactive compatibilizer-tracer for studying the evolution 

of the interfacial reaction and morphology of reactive polymer blends 

Abstract 
Polymer blending is a common method to prepare high-performance polymer 

materials. However, most polymer pairs are thermodynamically immiscible, leading 

to phase separation and deterioration in material properties. To overcome such 

problems, the most common method is reactive compatibilization which is based on 

the in-situ formation of a graft or block copolymer by interfacial reaction between 

reactive polymers. This thesis aims at developing a concept of reactive 

compatibilizer-tracer which will allow using small amounts of reactive 

compatibilizers to evaluate their compatibilizing efficiency in industrial scale twin 

screw extruders, on the one hand; and to characterize the mixing performance of a 

twin screw extruder as a function of process conditions and/or screw profile.  

 

Keywords: reactive polymer blending; reactive compatibilizer-tracer; mixing; twin 

screw extruder; interfacial reaction. 
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