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رحيل ذكرى في المرحومة روز،

Development of characterization methods for thin film solar photovoltaics using time-resolved and hyperspectral luminescence imaging 

Introducing the PhD project

From the evolution of the solar power conversion efficiencies of photovoltaic solar cell technologies, we can learn that the second generation thin-film solar photovoltaics are progressively catching up with monocrystalline-based silicon solar cells. There is no doubt that the latter are occupying the vast majority of today's market shares both in terms of production and installation. However, with CIGSbased thin film PV recently surpassing the record efficiency of multicrystalline silicon, it is safe to expect that second generation thin film PV could indeed start to occupy an increasingly important market share in the PV industry. Such increase in efficiency will eventually induce an increase in the production of the thin film PV panels. However, CIGS-based PV is known to suffer from instabilities issues due its material composition and metastabilities, even at the PV panel scale. Therefore, the future industries dedicated to its production, would be in need of special in-line characterization methods to closely monitor and examine this material that is much more complex than the typical monocrystalline silicon.

CIGS-based PV is at the heart of my PhD project. My aim is to develop new and innovative, luminescence-based characterization methods that have industrial applications. The reason, for which we chose the luminescence of PV devices as a tool, is because it can be optically generated and detected, without the need to physically contact the PV device, which is the case for photoluminescence.

This contactless nature of this technique boosts is potential for industrial applications. Throughout my PhD I started by developing different methodologies and revisited the temporal aspect of the photoluminescence of CIGS solar cells. With these methodologies, I translated this aspect into key photovoltaic parameters and properties of the solar PV device. Then, by combining the spectral and temporal aspect of their luminescence, I developed a tool for a contactless evaluation of PV performance losses in the different areas of a thin film PV device. All of the developed methods were applied at both the local and global scale of the CIGS solar cell, using the scanning confocal microscope and the hyperspectral imager setups. Luminescence imaging the spatial aspect to all of my findings and helped us assess the spatial behavior of its PV performance and parameters.

The final part of my PhD was dedicated to the design, the development and the exploit of a new optical characterization setup at IRDEP. The latter is built to perform time-resolved fluorescence lifetime imaging. This technique has so far been used in the fields of biology, organic chemistry and in medicine. My goal was to build a setup that can be used for the characterization of the different PV technologies. I will present the different building steps of the setup, the evaluations of its characteristics and finally present a panel of proofs of concept on PV devices, and some applications.

I would finally like to add that in addition to all of the above, I worked in parallel on a collaboration with a team from the University of Valencia. The aim of this collaboration was to quantify the spatial inhomogeneities of the properties of perovskite-based solar cells by mapping their luminescence. I summarize in Appendix A the main findings of this collaboration.

The General Context of Photovoltaic Energy

After decades of industrialized growth mainly sustained by fossil energies, tremendous quantities of greenhouse gases have been emitted in the atmosphere. Those gases, mainly methane and carbon dioxide accumulate in the atmosphere and contribute to the warming of our planet, thus confronting our society to the challenge of drastically reducing their emission. According to the International Panel on Climate Change (IPCC) Fourth Assessment Report [1], the carbon dioxide concentration has risen from 280 ppm in the pre-industrial eralate eighteenth century -to approximately 380 ppm nowadays.

Keeping the rate of greenhouse gas emissions at its present level would eventually lead to a global carbon dioxide concentration of about 450 to 650 ppm by 2100. Depending on the considered energetic scenario, we would be lead to a mean global temperature increase of 1.1 to 6.4 degrees, thus causing drastic climatic changes [1]. We must thus act as soon as possible in order to reduce both our energy consumption and our dependence towards carbon-intensive solutions, among which fossil fuels. The sector of energy production contributes for about 25.9% to our carbon dioxide emissions. Within the energy sector, electricity production represents about 30% of these emissions. It is thus necessary to look for alternative ways of producing electricity. Solar energy is the most abundant form of energy on

Earth. The incident energy that reaches our planet is about 2.1012 GWh over the course of a whole year, which is the equivalent of 11,000 times the yearly global energy consumption. We can see that there is an incomparable potential to be used, and the photovoltaic technology is one way to take advantage of this potential. Even in a country with a very average illumination level, such as France, the entire electricity demand can be met by covering 1% of the surface of the country with a system that has a conversion efficiency as low as 10%. Such a surface represents only one sixth of the constructed area in the country. Photovoltaic technologies remain the most commonly used solar energy collecting technologies today and will continue to see rapid and steady growth. Each of these photovoltaic technologies have its own advantage and drawbacks and it is not certain which one will dominate the market in the following decades; however it is certain is that the photovoltaic technologies will help countries develop a clean and renewable future.

Finally, Fig. 2 below illustrates the evolution throughout the years of the solar power conversion laboratory efficiencies of the major solar PV technologies: Chapter I.

Theoretical background on CIGS PV devices and their luminescence properties

Photovoltaics (PV) is a method of generating electrical power by a direct conversion of solar radiation into current electricity using semiconductors with an overall conversion efficiency that ranges from 20% to 35% depending on the considered technology. Photovoltaic solar panels are the most commonly used solar technology to generate electricity energy. They can act as small decentralized power stations when simply placed on the top of a roof. The electricity produced by household possessing photovoltaic panels is usually sold to the network at a higher price than the market price, thus allowing the investor to get his money back. In countries such as Germany or France, the existence of a feed-in tariff has largely contributed to the development and popularity of this technology [2]. Centralized production in photovoltaic farms is also a solution but can be problematic when competing with other uses of land.

There are several kinds of solar PV technologies that are currently available. However, each of them is based on quite different concepts and science and each has its unique advantages. Analysis and comparison between different technologies can help adopt the most efficient and beneficial technology given a specific set of conditions.

Chalcogenide Cu(In,Ga)Se2 thin-film technology

Thin films are made by depositing thin layers of photosensitive materials in the micrometer (μm) range on a low-cost backing, such as glass, stainless steel or polymers. The first generation of thin film solar cell produced was a-Si. To reach higher efficiencies, thin amorphous and microcrystalline silicon cells have been combined with thin hybrid silicon cells. With II-VI semiconductor compounds, other thin film technologies have been developed, including cadmium telluride (CdTe) and copper-indiumgallium-diselenide(CIGS).The main advantages of thin films are their relatively low consumption of raw materials, high automation and production efficiency, ease of building integration and improved appearance, good performance at high ambient temperature, and reduced sensitivity to overheating. The current drawbacks are lower efficiency and the industry's limited experience with lifetime performances. For utility production, thin film technologies will require more land than crystalline silicon technologies in order to reach the same capacity due to their lower efficiency. So, land availability and cost must be taken into consideration when thin film technology is considered. However, thin film technologies are growing rapidly. In recent years, thin film production units have increased from pilot scale to 50 MW lines, with some manufacturing units in the gigawatt (GW) range.

As a result, thin films technologies are expected to increase their market share significantly by 2020. Now several companies, such as Solar Frontier [5], TSMC-Solar [6], and MiaSolé [7], have begun operating facilities with over 100MW/yr production capacity.

Introduction on CIGS PV technology & Cell configuration

For some time, the chalcopyrite semiconductor CuInSe2 and its alloy with Ga and/or S [Cu(In,Ga)Se2 or Cu(In,Ga)(Se,S)2], commonly referred as CIGS, have been leading thin-film material candidates for incorporation in high-efficiency photovoltaic devices. CuInSe2-based solar cells have shown long-term stability and the highest conversion efficiencies among all thin-film solar cells, recently reaching 22.3% on a glass substrate [9]. A variety of methods have been developed to prepare CIGS thin film.

Efficiency of solar cells depends upon the various deposition methods as they control optoelectronic properties of the layers and interfaces. CIGS thin film grown on glass or flexible (metal foil, polyimide) substrates require p-type absorber layers of optimum optoelectronic properties and n-type wide band gap partner layers to form the p-n junction. The current record for a CIGS solar cell grown on a flexible substrate is at 20.3% [10]. Transparent conducting oxide and specific metal layers are used for front and back contacts of CIGS solar cells.

Cell preparation starts with the deposition of back contact, usually Mo, on glass, followed by the p-type CIGS absorber, CdS or other weakly n-type buffer layer, undoped ZnO, n-type transparent conductor (usually doped ZnO: Al), metal grid, and antireflection coating. It requires an additional encapsulation layer and/or glass to protect the cell surface. The structure of a CIGS solar cell (seen in Figure 1.1 taken from ref [31]) is quite complex because it contains several compounds as stacked films that may react with each other. Fortunately, all detrimental interface reactions are either thermodynamically or kinetically inhibit at ambient temperature [START_REF] Guillemoles | [END_REF]. 

Back Contact

Molybdenum (Mo) is the most common metal used as a back contact for CIGS solar cells. Several metals, Pt, Au, Ag, Cu, and Mo, have been investigated for using as an electrical contact of CIS-and CIGS-based solar cells [13][14][15]. Mo emerged as the dominant choice for back contact due to its relative stability at the processing temperature, resistance to alloying with Cu and In, and its low contact resistance to CIGS. The typical value of resistivity of Mo is nearly 5 × 10 -5 Ω cm or less. The preferred contact resistivity value is ≤0.3Ω cm. Results have been reported in several papers [13,16,[START_REF] Menner | Proceedings of the 13th European Photovoltaic Solar Energy Conference[END_REF] concerning the influence of the mechanical and electrical properties of the Mo films on the performance of the photovoltaic devices. Molybdenum is typically deposited by e-gun evaporation [START_REF] Menner | Proceedings of the 13th European Photovoltaic Solar Energy Conference[END_REF][START_REF] Hoffman | [END_REF] or sputtering [START_REF] Granath | Proceedings of the 13th European Photovoltaic Solar Energy Conference[END_REF][START_REF] Gordillo | [END_REF][21] on soda-lime glass which ideally provides an inexpensive, inert, and mechanical durable substrate at temperatures below 500-600•C.

CIGS Absorber Layer -Deposition Methods

I-III-VI2 semiconductors, such as CIS or CIGS are often simply referred to as chalcopyrites because of their crystal structure. These materials are easily prepared in a wide range of compositions and the corresponding phase diagrams are well investigated [START_REF] Haalboom | Proceedings of the 11th International Conference on Ternary and Multinary Compounds[END_REF][START_REF] Mikkelsen | [END_REF][24]. For the preparation of solar cells, only slightly Cu-deficient compositions of p-type conductivity are suited [25,26]. A wide variety of thin-film deposition methods has been used to deposit Cu(In,Ga)Se2 thin films. To determine the most promising technique for the commercial manufacture of modules, the overriding criteria are that the deposition can be completed at low cost while maintaining high deposition or processing rate with high yield and reproducibility. Compositional uniformity over large areas is critical for high yield. Device considerations dictate that the Cu(In,Ga)Se2 layer should be at least 1 µm thick and that the relative compositions of the constituents are kept within the bounds determined by the phase diagram. The most promising deposition methods for the commercial manufacture of modules can be divided into two general approaches that have both been used to demonstrate high device efficiencies and in pilot scale manufacturing. The first approach is vacuum coevaporation in which all the constituents, Cu, In, Ga, and Se, can be simultaneously delivered to a substrate heated at 400•C to 600•C and the Cu(In,Ga)Se2 film is formed in a single growth process. The second approach is a two-step process that separates the delivery of the metals from the reaction to form device-quality films. Typically the Cu, Ga, and In are deposited using low-cost and low-temperature methods that facilitate uniform composition. Then, the films are annealed in a Se atmosphere, also at 400•C to 600•C. The reaction and anneal step often takes longer time than formation of films by coevaporation due to diffusion kinetics, but is compatible with batch processing.

CdS Buffer Layers

Semiconductor compounds with n-type conductivity and band gaps between 2.0 and 3.6 eV have been applied as buffer for CIGS solar cells. However, CdS remains the most widely investigated buffer layer, as it has continuously yielded high-efficiency cells. CdS for high-efficiency CIGS cells is generally grown by a chemical bath deposition (CBD), which is a low-cost, large-area process. However, incompatibility with in-line vacuum-based production methods is a matter of concern. Physical vapor deposition-(PVD-) grown CdS layers yield lower efficiency cells, as thin layers grown by PVD do not show uniform coverage of CIGS and are ineffective in chemically engineering the interface properties.

The role of the CdS buffer layer is twofold: it affects both the electrical properties of the junction and protects the junction against chemical reactions and mechanical damage. From the electric point of view the CdS layer builds a sufficiently wide depletion layer that minimizes tunneling and establishes a higher contact potential that allows higher open circuit voltage value [START_REF] Schmid | Solar Energy Materials and Solar Cells[END_REF][START_REF] Contreras | [END_REF]. The buffer layer also plays a very important role as a "mechanical buffer" because it protects the junction electrically and mechanically against the damage that may otherwise be caused by the oxide deposition (especially by sputtering).Moreover, in large-area devices the electric quality of the CIGS film is not necessarily the same over the entire area, and recombination may be enhanced at grain boundaries or by local shunts.

Together with the undoped ZnO layer, CdS enables self-limitation of electric losses by preventing defective parts of the CIGS film from dominating the open circuit voltage of the entire device [29].

Front Contact

There are two main requirements for the electric front contact of a CIGS solar cell device: sufficient transparency in order to let enough light through to the underlying parts of the device, and sufficient conductivity to be able to transport the photo-generated current to the external circuit without too much resistance losses. Transparent conducting metal oxides (TCO) are used almost exclusively as the top contacts. Narrow lined metal grids (Ni-Al) are usually deposited on top of the TCO in order to reduce the series resistance. The quality of the front contact is thus a function of the sheet resistance, absorption and reflection of the TCO as well as the spacing of the metal grids [30]. Nowadays CIGS solar cells employ either tin doped In2O3 or, more frequently, RF-sputtered Al-doped ZnO.

Once the full Cu(In,Ga)Se2 solar PV device deposition is made, the obtained result regarding the total stack is illustrated in Figure 1.2 taken from ref [START_REF] Poortmans | Thin Film Solar Cells[END_REF]. The corresponding energy band diagram of the total CIGS PV device can be seen in Figure 1.3.: 

The particular case of micro-CIGS solar cells used in our experiments

In usual studies on the inhomogeneities of the CIGS cells at the micrometer scale, standard laboratory samples are investigated. Compared to the area effectively probed, these cells are much larger (usually more than 0.1 cm 2 ). Such areas may cause measurement artifacts. More precisely, when performing optoelectrical measurements one can suffer from sheet resistance effects under a high excitation flux when doing photoluminescence measurements. Thus, we will study in this thesis circular CIGS microcells, as presented in Figure 1.5. To underline the advantages of such a device, we introduce the general concept of the microcell.

The microcells are designed for use under concentrated sunlight. The main purpose of their development is to save material. Moreover, taking advantage of the light concentration, these cells demonstrated a 4% absolute efficiency increase when compared to corresponding large area cells [106,107]. This increase results from the simultaneous logarithmic increase of the open-circuit voltage.

Different aspects usually limit the concentrated photovoltaic technology (CPV). Firstly, strong current densities are reached (several A/cm 2 ), resulting in resistive limitation of the front layer. Secondly the temperature may increase to result in a global efficiency loss. Due to their small scale, the microcells efficiently overcome these difficulties [107].

To elaborate on these cells, different fabrication techniques are explored. As a proof of concept, they were originally made of usual large cells that were artificially reduced. Their elaboration was made by Myriam Paire during her thesis at IRDEP [152].

This kind of cell is under study in this thesis. Previous characterization work on this type of solar cells has been done by Amaury Delamarre [153] during his PhD work. In particular, he performed hyperspectral luminescence imaging experiments on these devices to extract their properties such as the local dark saturation currents, the EQE, the quasi-Fermi levels splitting, the sheet resistance and current transport efficiency.

Our investigated samples are glass/Mo/CIGS/CdS/ZnO circular microcells with diameters varying between 20 µm and 30 µm. The 2µm thick CIGS absorber prepared using a three-stage co-evaporation method, possesses an optical bandgap energy Eg=1.1730 eV and the following composition ratios:

26 . 0   In Ga Ga & 78 . 0   In Ga Cu .
It is also to be noted that the CIGS absorber possess a V-shaped [Ga/ (Ga+In)] composition gradient.

The CdS layer is deposited by Chemical Bath Deposition (CBD) technique. The bath is composed of cadmium acetate (Cd(CH3CO2)2), thiourea (SC(NH2)2) and ammonia (NH3) in aqueous solution. The deposition is done at 65°C under constant agitation during approximately 5 minutes. The samples are then rinsed in distilled water and any parasitic particle is removed by ultrasound. The thickness of the CdS layer is around 50 nm.

Finally the TCO layers were deposited by sputtering and consist of a 50 nm layer of i-ZnO and a 350 nm layer of ZnO-Al. To obtain microcells, a 400 nm thick insulating SiO2 layer as well as a 20 nm/300 nm Ti/Au bilayer are deposited above the CdS layer. Holes obtained by photolithography in the SiO2 delimit the microcell.

The ZnO layers are obtained by sputtering. The contact is therefore done at the perimeter of the cell by the Au layer. An SEM image of the resulting structure is shown in Fig. 1.5(a). From a characterization point of view, such a structure is convenient as small areas are easily investigated by various setups. Moreover, we do not suffer from the top layer sheet resistance, so that electric measurement at the perimeter of the cell is directly comparable to the luminescence measurement. Such observations are usually made impossible by the large area cells. The CIGS luminescence being usually weak, strong excitation are needed (such as 10000 suns equivalent illumination), so that the efficient temperature management is also an advantage.

Physics of PV device luminescence

Luminescence is "cold light", light from other sources of energy, which can take place at normal and lower temperatures.

In the process of luminescence, when radiation is incident on a material some of its energy is absorbed and re-emitted as a light of a longer wavelength (Stokes law). In the process of luminescence, wavelength of light emitted is a characteristic of a luminescent substance and not of the incident radiation. The emission of light takes place at characteristics time after absorption of the radiation. The luminescence emission is seen to be spontaneous, thus it is seen to be taking place simultaneously with absorption of radiation.

The light emitted could be visible light, ultra-violet, or infrared light. This cold emission, i.e. luminescence, involves two steps: (1) The excitation of electronic system of a solid material to higher energy state, and (2) subsequent emission of photons.

In the case of an external voltage applied as the excitation source, we speak of electroluminescence (EL), and in case, an incident light source is used, we speak of the photoluminescence (PL). Solar photovoltaic cells for example can reciprocally function as LEDs or current generators.

Therefore, the source of PL and EL radiation is the transition of electrons from higher occupied electronic states into lower unoccupied states where it recombines with a hole, under the emission of a photon. Comparing to other investigation techniques, PL methods offer several advantages in the field of PV, it is non-destructive, non-invasive, and can actually be performed at each fabrication step of our solar cells. We must note that there are other types of luminescence such as: Cathodoluminescence, thermoluminescence, etc…

In the first part of the chapter, we will be describing the classical mechanisms behind the physics of the luminescence of PV devices. That includes the radiative recombination process that matters the most of which is unavoidable.

In the second part, we will discuss the temporal aspect of photoluminescence and explaining the charge carrier dynamics and what one can expect to observe and deduce while performing time-resolved photoluminescence experiments.

In the third part, we switch from the description of the temporal to the spectral characteristics of the photoluminescence. In particular, we will be including the absorptivity of solar PV devices and end up by presenting and explaining the Generalized Planck's law for luminescence emission that relates the intensity of the latter to the optical properties of the PV device.

In the final part of this chapter we will focus on the reciprocity relations between the functioning of a system in LED & and PV mode. This will include the description of the spectral characteristics of solar PV electroluminescence.

Recombination Mechanisms

In a nondegenerate semiconductor, the equilibrium density of electron-hole pairs is constant at a given temperature. The law of mass action [START_REF] Spenke | Electronic Semiconductors[END_REF] arises from thermodynamics and relates the product of electrons and holes to the intrinsic density, which is specific to a material. The law of mass action is written as:
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Here n 0 is the free-electron density, p 0 is the free-hole density at equilibrium, and ni (T) is the intrinsic density at the absolute temperature T in degrees Kelvin. ni is related to the effective conduction-band Nc and valence-band Nv densities of states by the relationship:
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Excess carriers can be electrically or optically injected into the semiconductor, creating a nonequilibrium concentration:
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Assuming that each quasi-Fermi level EFn & EFp is flat from the injecting contact through the majority carrier regions and throughout the space-charge region or SCR, only in the minority carrier regions, the quasi Fermi levels shall be allowed to vary. In the complete SCR the splitting of the quasi-Fermi levels equals the applied voltage bias and it holds:
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If one aims at deriving a general routine for the determination of the diode quality factors for different recombination mechanisms, equation (1.4) can be generalized as:
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, with A the diode quality factor.
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In equation (1.5), we distinguish between three different cases of carrier recombination mechanisms that will be detailed later on:

If A=1, then the regime corresponds to radiative electron-hole pair recombination. If A=2, then an electron or a hole is involved in a defect-related recombination. Finally, if A=3, three particles are involved in an Auger-type recombination mechanism.

Thermodynamics drives the system toward the equilibrium described by Eq. (1.2). In the absence of further injection, equilibrium is restored via various recombination mechanisms that will be discussed in this chapter. In an intrinsic material or under high-injection conditions, n ~p, and the recombination process is called bimolecular decay. Bimolecular recombination rates will be derived in this section. If the medium is extrinsically doped with donors or acceptors, the minority-carriers are holes or electrons, respectively. For the case of CIGS, a p-doped material forms the absorber of the PV device and the minority carriers are therefore electrons. We have:

A N p  0 , A i N n n 2 0  => p-doped CIGS (1.6) 20 
Here, p 0 is the free hole-density that is derived from the law of mass motion. If both donors and acceptors are present, compensation occurs and:
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Now, let's assume that at t =0 the system is brought out of equilibrium , Δn, Δp excess electron, hole pairs per unit volume are produced by an injection pulse where:
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Here n(x,t) and p(x,t) are the non-equilibrium electron and hole concentrations, respectively.

It is to be noted that n0 and p0 can be position-dependent at the vicinity of the interfaces.

The solution for Δn(x, t) is found by solving the time-dependent continuity equation [START_REF] Sze | Physics of Semiconductor Devices[END_REF]. For field-free or quasi-neutral regions of the semiconductor, the continuity equation reduces to the time-dependent diffusion equation. The diffusion equation is a partial differential equation relating the net diffusion of minority carriers into a volume and the net recombination of the carriers within the volume. After the generation of electron-hole pairs, the diffusion equation for Δn(r, t) is given by:
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Here, τ is the recombination lifetime, which may also be a function of other parameters including Δn. Also, D is the minority electron diffusivity. For a general solution of this equation, one first assumes that the time and spatial variables can be separated. The electron concentration (Δn) can be written as:
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Substituting Eq. (1.10) into the diffusion Eq. (1.9), it can be shown that:
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The left-hand side of Eq. (1.11) is a function of time only, and the right-hand side is a function of spatial variables only. Thus, each side of the equation must equal a constant that is designated by the value C.

One can write an ordinary differential equation as a function of time for the left-hand side. Here, we will examine solutions of the time-dependent components of Δn(t) assuming that C = 0:
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Equation (1.12) forms the basis for all of the upcoming theoretical and experimental sections. Such equation is extremely important. Based on it, we have a fist proof of the mathematical nature of the temporal evolution of the excess minority carrier density following a pulsed excitation. We can directly see that the time-decay of this density follows an exponential mathematical law. The decay time is called the minority carrier recombination lifetime "τ".

In terms of minority carrier dynamics, the emitted luminescence intensity originates from radiative recombination between the generated electron-hole pairs. At this stage, we assign to these carriers a first definition of radiative recombination lifetime rad  . The intensity of the time-resolved luminescence signal strictly depends on the rate at which occur these radiative events. This rate is called the radiative recombination rate rad R and depends on the excitation level. As Δn increases so does the number of radiative events and consequently the TRPL decay intensity increases. The rate can hence be expressed as:

rad rad n dt n d R       (1.13)
For a p-doped and direct bandgap semiconductor such as a CIGS PV device, the radiative recombination coefficient is written as: In high injection level scenario, to the bimolecular type of radiative recombinations, an Auger recombination is added, with Cp,n the Auger recombination coefficient. The recombination stops being only bimolecular but becomes a mix of bi-molecular and three-carrier type of recombinations. Similar to radiative recombination, Auger recombination also is an intrinsic recombination process which cannot be avoided and which is active in chalcogenide devices. The net recombination rate for Auger recombination is given by:
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For a p-type absorber (such as a CIGS absorber) with

A N p p   0
which is exposed to small carrier injection or medium excitation, the Auger excitation probability of an electron is very small due to the small number of electrons being minority carriers. Then, the Auger-limited lifetime is determined by hole excitation and it is expressed as:
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In a real PV device we find undesirable densities of localized states that originate from either impurities or mechanical defects such as dislocations. In addition, major sites of minority-carrier recombination are surfaces or interfaces that contain bonding defects. The energy levels of surface defects often lie in the forbidden gap, producing surface or interface states. The physics of the recombination at deep level defects is discussed later on.

We can hence deduce that other types of routes exist for carrier recombination in a semiconductor. The nature of these additional routes will strictly depend on the nature of these localized states and their characteristics such as their energy level within the forbidden gap, their chemical nature, their charge, capture cross section and many others.

The non-radiative recombination of electron-hole pairs at defect levels in the bandgap was first discussed by Shockley and Read [START_REF] Shockley | [END_REF] and by Hall [70]. Later work by Sah et al. [START_REF] Sah | Proc. IRE[END_REF] added to the understanding of the role of such defects. This common mechanism in minority-carrier kinetics is frequently called the Shockley-Read-Hall (SRH) recombination mechanism. The physics involves minority-carrier capture at defects that have quantum levels in the bandgap of the semiconductor. The SRH recombination rate is derived in most semiconductor textbooks [START_REF] Sze | Physics of Semiconductor Devices[END_REF][START_REF] Grove | Physics and Technology of Semiconductor Devices[END_REF] and is shown to be:
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and has units of cm -3 s -1 . Here, Nt is the volume density of deep levels; This term describes the emission of trapped electrons to the conduction band. Because of electron emission, the electron occupancy is small and the recombination rate is decreased.

Time-Resolved Photoluminescence (TRPL)

Based on all what we have discussed so far, we learned that three different routes can be taken by carriers after generation: Radiative bimolecular recombination, Auger recombination , non-radiative deep SRH recombination and carrier trapping by shallow electron or hole trap levels lying at the vicinity of the conduction and valence band. In figure 1.6 below we show a schematic illustration of these events: The defect level is a trap when the absolute value |Ei -Et| is large (~Eg/2) and the energy level Et, lies near either band. A captured hole or electron is thermally emitted back to the valence band or to the conduction band, respectively. In either type of trap, an emission term in the denominator of Eq. (1.18) dominates, and RSRH decreases many orders of magnitude relative to Et, being midgap. The demarcation between trapping and recombination centers is described in detail elsewhere [START_REF] Rose | Concepts in Photoconductivity and Allied Problems[END_REF]. If the energy level Et, lies near midgap Ei , RSRH becomes very large, and recombination is the most probable event. Thus, midgap centers (Et -Ei) are very effective recombination sites.

When more than one defect type is present, the total, low-injection lifetime is described by a single minority-carrier lifetime τ, where:
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Here, τi is the non-radiative/trapping lifetime for each specific type of defect. Equation (1. [START_REF] Granath | Proceedings of the 13th European Photovoltaic Solar Energy Conference[END_REF]) results from the notion that recombination probabilities are additives. The defects here are assumed to be uniformly distributed in the volume of the semiconductor. They may be localized at specific locations in the material. In particular, recombination levels are usually generated at surfaces and interfaces because of the high concentration of impurities and bonding defects. These defects are the origin of the parameter called the surface or interface recombination velocity. In addition, under this low-injection condition, the Auger recombination rate is negligible. From an experimental point of view, we remind that the TRPL signal is the result of the different recombination or trapping events. By decay dynamics we refer to its mathematical behavior. We have seen from the previous equations that it naturally obeys an exponential decaying law, only if τ is constant. However, does the presence of multiple types of lifetimes involve different decaying velocities? In other terms, can the TRPL decay present a mono, double or even triple exponential decay? Experimentally, as SRH events become more frequent, a weaker TRPL intensity is obtained.

Unfortunately, this means that SRH events do not influence the dynamics of the decay but only its intensity and hence cannot be directly extracted. One can therefore conclude that two different samples with the same PV material under the same excitation conditions, can be compared based on the overall TRPL intensity. Such comparison can eventually provide relative information on their relative density of SRH states and their material quality.

For trapping events however, things become more interesting. Trapping does not lead to a loss of carriers but rather a delay factor of the radiative recombinations. Such characteristic is expected to have its direct signature on the TRPL decay as one could expect to observe two different decay lifetimes characterized by two states of carrier dynamics. The first state being related to direct radiative recombination events, and the second related to carrier trapping events. From a kinetics point of view, the delaying effect of traps would then be translated in a slower decay of the luminescence signal.

Based on the previously combined knowledge of carrier dynamics, the temporal evolution of the luminescence intensity ) (t I TRPL can be mathematically expressed as:
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Firstly, Equation (1.20) tells us that the luminescence intensity depends on the initial doping level of the CIGS solar cell and the excitation level of the PV device. For a given CIGS device, p0 is defined during the device fabrication process. Δn however, can be varied experimentally by tuning the excitation level.

Three cases can be defined: Case of low-moderate injection level according to which Δn0<<p0 , the case of moderate injection level for which Δn≥ p0 and the case of high injection level for which for which Δn>> p0. In the low and moderate injection level scenario, it is the bimolecular type of recombination that predominates. According to the literature [131], chalcogenide thin films exhibit radiative lifetime values rad  in the range of 10 -6 s.

Up to a certain extent, at very high injection levels, it is possible that recombinations become purely Auger-type of recombination. Very few or no pure experimental data exist for the Auger coefficients of chalcogenide materials. In order to estimate the relative importance of Auger recombination for chalcogenide absorbers in thin film solar cells, we follow the argument of Bube [START_REF] Bube | Photoelectronic properties of semiconductors[END_REF] who gives a lower limit for the Auger coefficient of .In addition, the lifetime of minority carriers in the Auger limit is given by: In the upcoming experimental sections of the thesis we will present a methodology that leads to accurate extraction of lifetime and material information from a TRPL decay.

Generated carrier dynamics under the influence of electric fields

In this section we will study one additional parameter that is believed to have an influence on the generated charge carriers. That parameter is the electric field that is created once the junction is formed within the photovoltaic material. We will also precise under which experimental conditions it is relevant to consider the effect of charge separation on the probed carrier dynamics. R.K. Ahrenkiel [START_REF] Ahrenkiel | [END_REF] and A.J. Nozik [75] conducted through simulation work, the first rigorous studies of the effects of electric fields on the time-resolved photoluminescence spectra in III-V semiconductors.

The need for this analysis originated from the fact that under experimental conditions where drift is important enough to have a clear influence on the recombination channels of charge carriers. The importance of the drift depends on the width of the space-charge region WSCR and the intensity of the electric field. The experimental conditions such as the value of the applied voltage-bias and the photoexcitation level will determine the "screening" degree of the electric field.

Their analysis is based on the solution of the one-dimensional, semiconductor transport equations using the drift-diffusion approximation: 
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Where n(x,t) and p(x,t) are the bulk densities of electrons and holes, Dn and Dp are the diffusion coefficients for electrons and holes, µn and µp are their motilities, q is the electron charge, ε is the bulk dielectric constant, and Nd and Na are the densities of donor and acceptor ions, respectively.

Based on the set of equations (1.21), the TRPL decay ITRPL(t) can also be calculated as:

   dx x t x p t x n t I d TRPL    0 exp ) , ( ) , ( ) (  (1.22) 
Where α is absorption coefficient at the PL wavelength, and d is the active layer thickness.

Two injection scenarios are considered to study the effect of the electric field on TRPL decay. It shows that under high photo-injection conditions where the minority carrier photogeneration is 10 times the majority carrier concentration, the SCR is canceled-out/screened by the photogenerated carriers in less than 0.2 ps. Under intermediate and low injection levels where the minority carrier photogeneration is smaller than the majority carrier concentration, the PL is quenched in the first few picoseconds due to electron hole separation. We can hence deduce that in case where the electric field is not screened by the injection level, its effect must be taken into account for semiconductors having PL decay lifetimes in the order of a few picoseconds.

Spectrally Resolved Photoluminescence

Any system of temperature T emits light following the Planck's law of radiation. This body can be brought out of equilibrium, as for example a semiconductor under a laser pump. As a result of excess carrier concentration, spontaneous radiative recombination of electron hole pairs occurs. This effect strongly increases the emission of photons with energy higher than the bandgap.

The recombination of a hole at an energy E1 and an electron at an energy E2 results in an emission of a photon at an energy E3 = E2 -E1. The following recombination rate is obtained [START_REF] Würfel | Physics of solar cells: from basic principles to advanced concepts[END_REF]: E , but also the conservation of momentum [START_REF] Würfel | Physics of solar cells: from basic principles to advanced concepts[END_REF]. The first quantities are also related to the absorption coefficient
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This comprises all the transitions emitting a photon at an energy E regardless of the initial states of the electron hole pair. However the energy levels at E1 and E2 may belong to distinct bands, whose occupations are described by distinct quasi-Fermi levels

Fp Fn E E & in equation (1.23). Noting Fp Fn E E µ   
, the emission in case of excess carrier concentrations is given by [START_REF] Würfel | [END_REF]:
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This expression is a generalization of Planck's and Kirchhoff's emission laws, for a body comprising two distinct carrier populations. It enlightens that the photon emission comprises the information of the quasi-Fermi level splitting. As outlined in the previous section, this is a highly important quantity in the solar cell mechanisms. sp R is a rate of recombinations in a volume element, resulting in a photon emission in a solid angle unit.

It must be considered that In case Δµ is not position-dependent, we write the emission flux Ф:
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is the probability of absorption of a photon of energy E, at the surface position r ' and the angle θ .

The quasi-Fermi level splitting is noted here eff µ 

, since it was assumed to be constant in the material, which is not necessarily true. This assumption will be used frequently in justified cases in the following sections.

The ) cos( factor express that the emission follows the Lamberts law, which is valid for most absorbing materials.

We see from these considerations that a semiconductor with a non-zero Δµ will emit a significant luminescence signal. Therefore we need excitation methods to introduce excess carrier concentration.

The latter can be of an optical nature and in this case the emitted signal will be the photoluminescence of solar PV devices. Its intensity will obey the generalized Planck's law given by equation (1.26).

Spectrally-Resolved Electroluminescence & LED-PV Reciprocity Relations

If we describe the operation of a solar cell and a light emitting diode (LED), one can deduce that both systems function in a reciprocal way such as the first system's topology of functioning depends on the inverse phenomenon of the other. In a general way, a solar cell's physical action is transforming radiation energy into electricity while an LED transforms electrical energy into light. Theoretically, based on the principle of detailed balance [42], we consider that at thermodynamic equilibrium if one photon injected causes the creation of one electron-hole pair (photovoltaic operation), such an event must be compensated by the opposite phenomenon stating that one electron-hole pair injected should lead to the creation of one photon (electroluminescence). Based on the complementary behavior of these two systems, one might believe that a perfect solar cell would also be a perfect LED, however in reality this is not the case. If we take for example today's leading high-efficiency silicon solar cells that have already approached the SQ-limit, therefore, in a practical way we can consider such solar cells to be almost perfect. If we are ever to produce LEDs based on the same designs of the previous solar cells we might find that the result isn't as "perfect" as we expected. For example, a highly sophisticated record holder silicon solar cell, once in LED mode, results in an external quantum efficiency EQELED of approximately 1% only.

On the opposite side, organic semiconductor-based LEDs prove to have quite a respected EQELED of 15% [43] comparing to solar cells made from organic materials that have very low power conversion efficiencies. Therefore, it is safe to conclude that at the practical level, quality requirements for solar cells and LEDs diverge in a considerable way.

U.Rau expressed in his paper [42] a reciprocity theorem that relates the carrier collection properties of a solar cell to its spectral electroluminescence (EL) emission. His reciprocity theory approaches the Shockley-Queisser identity [44] of an LED and a solar cell in the limit of infinite charge carrier mobility µp and an infinite nonradiative lifetime nr  where we can only consider that radiative recombinations are totally dominant over non-radiative recombinations. This theory starts by considering the fact that in thermal equilibrium, each point rs belonging to the surface of our solar cell is initially irradiated from each element of the spherical angle of the ambient with a spectral flux density corresponding to a blackbody radiation with refractive index n=1:

𝜙 𝑒𝑞 (𝐸𝛾, 𝜃) = 𝐴(𝐸𝛾)𝜙 𝑏𝑏 (𝐸𝛾) cos(𝜃) (1.27)
Since we are dealing with solar cells, a fraction of the absorbed photons will generate free electron-hole pairs along the optical path, while the other portion of the incident radiation will be re-emitted from the cell surface. The resulting charger carriers will have a probability Fc(rS,θ, ,Eγ ) of being collected by the junction of the cell. Therefore, the probability that one photon impinging on the solar cell contributes one elementary charge q to the short-circuit current is given by Q (rS, θ,  , Eγ )=a.Fc , the quantum efficiency, where a is the absorptance of the cell.

Finally, under solar irradiation, an excess flux density 𝜙 𝑠𝑢𝑛 impinges on the solar cell, leading to a short-circuit current is given by:

𝐽 𝑠𝑐 = 𝑞 ∫ ∫ ∫ Q (r S , θ,  , Eγ ) 𝑆 𝑐 𝐸 𝛾 𝛺 𝑆𝑢𝑛 𝜙 𝑠𝑢𝑛 (θ,  , Eγ )dΩdEγdS (1.28)
The integrals actually extend over the angle of incidence𝛺 𝑆𝑢𝑛 , the energy range Eγ of the solar irradiation and the surface are Sc of the solar cell, respectively. We remind that we are in a state of thermal equilibrium: therefore, the solar cell is exposed only to the blackbody radiation from the ambient.

At such state the device cannot distinguish between photons from the sun and those from the ambient: all equilibrium radiation leads to charge carriers that are collected by the junction. We have therefore to account for an "equilibrium" short circuit current resulting from the ambient blackbody flux integrated over the full spherical angle Ωc=2π.

𝐽 𝑠𝑐,0 = 𝑞 ∫ ∫ ∫ Q (r S , θ,  , Eγ ) 𝑆 𝑐 𝐸 𝛾 𝛺 𝑐 𝜙 𝑒𝑞 (θ, Eγ )dΩdEγdS (1.29)
However, in thermal equilibrium, no net current is flowing through the device, therefore Rau postulates that the short-circuit current JSC,0 is counterbalanced by an equilibrium injection current Jem,0= Jsc,0.This leads to the following equilibrium relation: Furthermore, a measurement of the quantity Q (rS, θ,  , Eγ ) under normal incidence and averaged over the cell surface, would eventually lead to the calculation of the photovoltaic external quantum efficiency EQE.

𝛿𝐽 𝑠𝑐,0 = 𝛿𝐽 𝑒𝑚,0 = 𝑞Q (rS, θ,  , Eγ )𝜙 𝑒𝑞 (θ, Eγ) (1.
Next, the theory postulates that, under an applied voltage V, the injected current component 𝛿𝐽 𝑒𝑚 leading to the radiative emission of photons, follows actually an exponential law as a function of V. As we are in an equilibrium state, this current component corresponds to the previously discussed 𝛿𝐽 𝑒𝑚,0 that is, as a result of the equilibrium state, counterbalanced by 𝛿𝐽 𝑆𝐶,0 .

Therefore, based on the Shockley's diode law, we can express the excess photon flux density 𝜙 𝐸𝐿 as follows:

 𝐸𝐿 = 𝛿𝐽 𝑒𝑚,0 𝑞 exp ( 𝑞𝑉 𝐾𝑇 ) - 𝛿𝐽 𝑆𝐶,0 𝑞 = 𝛿𝐽 𝑒𝑚,0 𝑞 (exp ( 𝑞𝑉 𝐾𝑇 ) -1) (1.31)
At this step we notice that combining equations (1.29) and (1.30) reveals an important property of the detailed balance between photon emission and photon collection in solar cells where the ability of a solar cell to emit photons is directly linked to the optical generation and carrier collection due to the blackbody radiation:

 𝐸𝐿 (rS, θ,  , Eγ ) = 𝑄(rS, θ,  , Eγ ) 𝑒𝑞 (θ, Eγ) (exp ( 𝑞𝑉 𝐾𝑇 ) -1) (1.32)
Eventually, if we proceed by integrating over the solar cell entire surface and taking into account all of the possible angular emission from each point of this surface, this will lead to total excess photon flux:

 𝐸𝐿 ( Eγ ) = ∫ ∫ 𝑄(rS, θ,  , Eγ ) 𝑒𝑞 (θ, Eγ)𝑑𝛺𝑑𝑆  (exp ( 𝑞𝑉 𝐾𝑇 ) -1) (1.33) 𝑆 𝑐 𝛺 𝑐
From equation (1.33) we can clearly deduce the utility of reciprocity relations where once the device is operated as an LED via the application of a voltage, we are capable of predicting the EQE of our device based on the knowledge of the spectral and angular emittance. Thus the total EL photon flux that we can easily detect experimentally by means of a hyperspectral imager setup that will be discussed later on.

Reciprocity between Photoluminescence and Electroluminescence of solar cells

So far we have detailed the spectral characteristics of the photoluminescence and electroluminescence.

However, the latter and the former are fundamentally related. From an experimental point of view it is completely possible to combine both PL & EL. This can be done by acquiring a luminescence signal under a light excitation and applied voltage bias, or under an applied voltage and an optical bias. This type of experiment will be done in the scope of the present thesis. Uwe Rau worked precisely on an approach that combines these different bias conditions [START_REF] Rau | [END_REF]. His work extends the previous reciprocity relations for the more general case of combined EL and PL emission. The study shows that under the same conditions that are sufficient for the original reciprocity relations, the combined emission noted 

                     1 exp ) ( ) ( ) ( ) ( ) ( kT qV E E Q E E j bb e sc em    (1.
q kT / is the thermal voltage. The short-circuit PL ) ( ) , ( ) ( ' ' ) ( E E E Q E in PL sc      is proportional

Information derived from the luminescence intensity, its spectral and spatial variations

We have seen that the generalized Planck's law and the reciprocity relations can indeed inform us about the characteristics of the solar cells. From equation (1.26) we have learned that the photoluminescence intensity and the corresponding spectrum depend on three parameters: The quasi-Fermi levels splitting profile Δμ(r), the absorptivity A(E,r) and the temperature T. Based on these observations, numerous contributions show how characteristics of devices are determined.

In particular, from equation (1.4), Δμ was determined. In PL and EL, it was shown to equal the voltage applied to the junction [45][46][47][START_REF] Finkbeiner | Proceedings of the 11th EU-PVSEC conference[END_REF][START_REF] Smestad | [END_REF][50][START_REF] Rumyantsev | Solar energy materials and solar cells[END_REF][START_REF] Bauer | [END_REF][53][54]. Therefore, PL is an access route to Voc. In some materials, the Δμ depth profile is found to fluctuate. These depth variations are highly interesting when we trace them back to their origin. For example, important transport properties were found to be at the origin of these fluctuations such as the carrier diffusion length and the surface recombination velocities [55].

Therefore, analyzing the PL signal leads us to the value of Δμ from which we finally extract the material transport properties. Now, once we determine the Δμ, we can see from equation (1.4) that other key parameters can therefore be accessed such as the material absorption [56] and the charge carrier temperature [57].

Finally, to all of the above we can add the spatial dimension and consequently establish mappings of the latter key parameters. This will allow us to assess and quantify their spatial inhomogeneity. This type of investigation is essential for highly inhomogeneous photovoltaic materials that behave and perform differently throughout their depth or surface. For example, maps of the saturation currents [58,59] and the diffusion lengths [60] were achieved on silicon solar cells. Given its contactless nature, PL has also been demonstrated as an efficient tool for quality control of production lines [61][62][63]. Maps of Δμ have been recently demonstrated on CIGS solar cells [64].

TRPL studies on CIGS solar cells: The literature contradiction dilemma

So far, we have detailed the theoretical aspects of the spectral and temporal dependencies of the luminescence of PV devices. In the scope of the present thesis, the major experimental focus took place on the temporal aspect of the luminescence. The majority of our discussions in this thesis will focus on the time-resolved techniques. The idea is to analyze the evolution of the luminescence intensity as a function of time. The luminescence "decay" contains crucial information regarding the PV material such as the quantification of its carrier dynamics, the trap density it contains and many more key information.

Theoretical aspect: Physics of charge carrier dynamics in Cu(In,Ga)Se2 PV devices

Time-resolved measurements of the photoluminescence decay upon a pulsed excitation allow studying the recombination kinetics in photovoltaic absorber materials. Hence the PL decay time can be an indicator or a measurement tool for the electronic quality of a given semiconductor. TRPL can thus constitute an attractive technique for the qualitative or quantitative inspection of photovoltaic absorber materials.

The theory sketched in this section provides the basic concepts of TRPL measurements of photovoltaic devices and their absorber materials. The physical concepts to interpret TRPL results have been first described in detail by R.Ahrenkiel [START_REF][END_REF].

The properties of minority carriers are basic to understanding the physics of the III-V and compound semiconductors such as Cu(In,Ga)Se2-based thin film solar cells. In order to design minority-carrier devices, accurate and reliable measurements of minority-carrier parameters are required. The performance of minority-carrier devices depends on these parameters. The efficiency of photovoltaic devices depends strongly on the minority-carrier lifetime, diffusion length and mobility within the semiconducting components. One can also include light-emitting diodes (LEDs) in the category of minority-carrier devices. For example, the efficiencies of both lasers and LEDs are intimately tied to the ratio of nonradiative recombination rates to the radiative rates.

The lifetime can vary by many orders of magnitude in a semiconductor, depending on the purity and growth technique.

The primary emphasis of this chapter is the development of mathematical tools for analyzing timeresolved photoluminescence data. These tools will be developed and will discuss the primary recombination mechanisms that are important in CIGS minority-carrier physics.

Ever since its theoretical and experimental development, the TRPL technique has been extensively applied by the scientific PV community for the study of most of solar cell PV technologies. Studies can be classified as qualitative or quantitative. On the one hand, GaAs structures were at the center of the studies of R.K. Ahrenkiel that managed to access through TRPL to multiple material properties such as the carrier diffusion length, their mobility, the material surface recombination lifetime [START_REF] Ahrenkiel | [END_REF]78]. On the other hand, studies on chalcogenide thin films related the minority carrier lifetime deduced from TRPL measurements to the overall PV efficiency of the device [76][77], as well as the standard PV performance indicators such as the open-circuit voltage Voc [78,79]. Other studies, by adding the spatial dimension to their TRPL measurements evaluated the spatial homogeneity of the carrier lifetime in their materials [78,80,81].. Continuing on the quantitative side of TRPL analysis, a study by C.R. Haughn et al. [82] demonstrated how to extract the trap state densities in GaAs heterostructures using intensitydependent time-resolved photoluminescence. The interesting aspect of their work resides in its ability to correlate the values of trap states densities to the growth rate of the material.

Photo-excitation-dependent TRPL decay analysis on CIGS

One of the early TRPL works CIGS solar cell concentrated on the study of structure of this device and the effect of each layer on the TRPL lifetime, and thus, the PV properties and performance of the device.

On the one hand, a work by Shirakata et al. started by the looking at the difference in the TRPL decays between a CIGS thin film and a complete CIGS solar cell [83]. What they deduce is that the PL lifetime of the cell is longer than that of the thin films and they explain that it is consistent with the enhancement with the PL intensity and the elimination of defect related PL as a result of the solar cell formation.

On a more quantitative side, a study by G..H.Bauer et al. [START_REF] Bauer | Conference Record of the Twenty-Ninth IEEE[END_REF] performed absolute PL measurements on CIGS films and complete CIGS devices. The authors then compared both measurements by extracting the difference in the quasi-Fermi levels splitting in a CIGS film and the whole CIGS device.

Another two studies made by Shirakata et al. [84,[START_REF] Shirakata | Solar Energy Materials and Solar Cells[END_REF] focused this time on observing the behavior of the TRPL decay lifetimes while varying the excitation conditions such as the photo-excitation power and frequency. They state that the PL decay time increases with the repetition frequency and the excitation power and admit at the same time that the physical meaning of the PL decay times is not clear.

On the other hand, a work by W.K. Metzger et al. [START_REF] Metzger | [END_REF] had the same purposes but the approach in this case was quite different. Their study aimed at observing the long PL decay lifetimes in high efficiency CIGS solar cells. The study performed TRPL at the different stages of the fabrication process of the complete CIGS device. The longest mono-exponential decay time of 250 nanoseconds was measured on the CIGS film directly after its deposition. Once it was air-exposed the PL decay time decreases significantly. The study also shows that the deposition of the CdS does not alter the PL decay lifetime.

Finally, by increasing the excitation level the authors show that the mono-exponential decay decreases progressively. The main conclusion here is that TRPL measurements are extremely sensitive to the experimental conditions and directly correlated to the quality and structure of a PV device surface.

By examining what we have summarized so far, we can notice a first contradiction between the two studies: All of Shirakata's studies analyzed and interpreted the TRPL decays by considering them the result of a sum of two exponential decays composed of one "fast" and one "slow" component:
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Where C1 and C2 are coefficients, and τ1 & τ2 are decay times that correspond to the initial and final sections of the decay curves, respectively. Plenty of other works followed through and reported values for τ1 on CIGS films and solar cells measured under very different injection conditions have ranged from several hundred picoseconds to several nanoseconds [START_REF] Metzger | [END_REF][87][88][89][START_REF] Sheng | Proceedings of the 25th IEEE Photovoltaic Specialists Conference[END_REF][START_REF] Huang | Proceedings of the 26th IEEE Photovoltaic Specialists Conference[END_REF][START_REF] Shimakawa | [END_REF][93][START_REF] Weigand | 2nd World Conference and Exhibition on Photovoltaic Solar Energy Conversion[END_REF][START_REF] Probst | [END_REF]. Values for the weak long-tail component τ2 have ranged from several hundreds of picoseconds to tens of nanoseconds. [START_REF] Metzger | [END_REF]87,[93][START_REF] Weigand | 2nd World Conference and Exhibition on Photovoltaic Solar Energy Conversion[END_REF][START_REF] Probst | [END_REF].

The authors ( [START_REF] Metzger | [END_REF]) extracted material properties and correlated the value of τ1 & τ2 decay times to key PV performance indicators and efficiency. Unfortunately, the absence of a physical definition of these lifetimes leaves some uncertainty on the analysis and the information that it produces regarding the CIGS solar cell.

While the work of ref [START_REF] Metzger | [END_REF] didn't go into the details of the physical nature of this double exponential decay, their decay were simply mono-exponential and remained mono-exponential regardless of the excitation power. Given their high device efficiency this provided us with a first link to the possible nature of their monoexponential decay and hence the nature of the carrier lifetime that is reflects. The analysis of ref [START_REF] Metzger | [END_REF] is robust as its analysis is device-oriented and contradicts the findings of the latter works according to Figures 1.7 According to the first plot, the extracted decay lifetime increases as function of the excitation power, whereas in the second study, the latter clearly decreases as the excitation power is increased.

The figures above are a clear example of how different understandings of the physics of carrier dynamics behind the TRPL decay can lead to opposite interpretations.

Voltage-bias-dependent TRPL decay analysis

A recent study by Maiberg et al. [96] characterized CIGS solar cells using voltage-bias dependent timeresolved photoluminescence. The authors claim to have determined the solar cell minority carrier mobility by fitting their TRPL decays under the applied voltage bias. The model on which the authors rely considers a large set of material properties that take into account drift, diffusion and bimolecular recombination. Figure 1.8 presents the experimental decays and the corresponding fitting results of the TRPL decays as a function of an increasing applied voltage: We can start by observing that the authors TRPL decays correspond to double-exponential decays where an initial fast decay component is followed by a slower one. However, based on their fitting data, it seems as if their model may benefit from a more accurate replication of the investigated CIGS carrier dynamics under a pulsed excitation and an applied voltage bias. We learn in this case that it is important that the model used for fitting should take into account both components of the double-exponential decays. In the present case, the short component isn't taken into account. Only the longer is fitted and the authors show that their effective lifetime increases under an increasing applied voltage.

A previously cited work [75] performed the same type of experiments and obtained the following results: Here, the authors attempt to model and fit both parts of the decays. They also observe the TRPL decay becomes shorter as the voltage is increased. The authors explain this phenomenon as follows: As the applied voltage is increased, the effective recombination velocity also increases. The latter being proportional to the inverse value of the PL decay lifetime, this probably explains what we observe in Figure 1.9.

Photo-excitation energy-dependent TRPL decay analysis

There is one experimental parameter that can still be varied and induce changes in the obtained TRPL decays. That parameter is the photo-excitation energy. We know for example that for CIGS solar cells, the bulk, interface and surface properties of its different photoactive layers are extremely important to control and access. Being able to optically access them is even more important for device characterization. By varying the excitation wavelength of the pulsed laser source, we may be originally convinced that we are actually varying the depth of the region that we are probing within the device.

This might lead us to think that by using the excitation energy-dependent TRPL measurements we distinctly probe the very bulk of the CIGS absorber, its interface with the buffer layer or its surface [98].

The reality of things is that the main limitation here is the absorption depth of the laser itself. For example, if we consider a 630 nm excitation, the absorption depth is equal to approximately 200 nm for CdTe [99], 100 nm for CIGS [100] and 50 nm [101] for CZTSe absorbers. Therefore, immediately after a laser excitation a PL signal will be emitted only from the surface/interface regions of the absorber and investigation of the bulk might be possible. Further, in samples with large surface recombination velocities, TRPL decays will be dominated by surface/interface recombination and determination of the bulk carrier lifetime might not be possible. [102] . A recent work by Kuciauskas et al. surpassed this limitation by performing a subbandgap two-photon excitation that lead to two-photon excitation TRPL decays. This technique allowed the authors to directly probe the properties of the bulk of a CdS/CdTe thin film. They deduce a bulk minority carrier lifetime of 66 ns and estimated their material radiative bulk lifetime at 950 ns [103].

In the context of this thesis, we will perform excitation energy-dependent TRPL analysis but for another purpose that will allow us to optically characterize and quantify a signature trait of CIGS PV devices.

Chapter II. Optoelectronic Characterization of PV Devices

2.1 Standard Solar Cells Characterization Techniques

J-V Characteristics

Based on the continuity equation, Shockley [START_REF] Sze | Physics of Semiconductor Devices[END_REF][START_REF] Shockley | [END_REF] derived an equation for the dark current-voltage characteristics of an ideal diode which is given by:

              1 exp ) ( 0 kT eV j V j diode with           e e p h h n L D n L D p e j 0 0 0 (2.1)
where j0 is the saturation current density and V the applied voltage. np0 stands for the equilibrium electron density on the p-side, pn0 for the equilibrium hole density on the n-side, Le,h the electron and hole diffusion length respectively. De,h stand for the electron and hole diffusion coefficients respectively.

The simplifying assumptions necessary for the derivation of this equation are abrupt depletion layers, the Boltzmann approximation for charge carrier densities, low injection conditions and no generation or recombination within the depletion layer:

The diode equation of a real diode can be expressed in the form [10]:

              1 exp ) ( 0 nkT eV j V j diode with               nkT E j j a exp 00 0 (2.2)
Where n is the diode ideality factor, Ea is the activation energy of the saturation current density and j00 is a reference current density, which is weakly temperature-dependent.

If the solar cell is illuminated, a photocurrent ) (V j photo is generated and the equation for the J-V characteristics is given by:

) ( 1 exp ) ( 0 V j nkT eV j V j photo light                (2.3) where sc c photo J V f V j ) ( ) (  and ) (V f c is the voltage-dependent collection function.
In the ideal case, the superposition principle holds meaning that the dark IV curve is only shifted by the value of a voltage dependent of the photocurrent. In real solar cells, the diode current does not necessarily have to be the same in the dark as under illumination. In a CIGS solar cell, a crossing of the dark and illuminated IV is frequently observed (crossover). Many other types of IV curve distortions exist and will be optically investigated and discussed later in the upcoming sections of this thesis. Furthermore, the commonly called two diode model is nowadays widely accepted as a realistic model for a diode characterized by two different saturation currents. 𝑗 01 & 𝑗 02 are respectively called the first and second saturation currents. The dark characteristic is usually dominated by the second diode current (defect recombination) at low voltages and by the first diode current (thermal recombination) at higher voltage [START_REF] Scheer | Chalcogenide photovoltaics[END_REF].

In addition to recombination currents, resistances phenomena can be present in the device, causing a deterioration of the fill factor (see definition below). Series resistance effects can be due to resistance in the absorber, buffer or window layer. They can also be due to imperfect contact with the connection grid, in which case they will be called contact resistance.
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Light and dark currentvoltage (J-V) measurements (see Figure 2.1) are fundamental to the identification of key PV performance parameters such as the open-circuit voltage Voc, the short-circuit current Jsc, the fill factor FF and ultimately the power conversion efficiency η of the PV device. From light J-V measurements one can also assess the series and shunt resistances from which suffer the PV device by fitting the J(V) curve in both generation and injection operation modes of the solar cell.

Fitting the dark current-voltage measurements gives also access to the saturation currents that provide an evaluation of the quality of the CIGS absorber and its interface with the CdS buffer layer.

As shown in Figure 2.1 where Jsc and Voc are noted, the deep grey area is the maximum power output PMP; the ratio of PMP to the product of JSC and VOC is the fill factor FF, the cell efficiency 𝜂 is the ratio of PMP and the incident light power Pin. For our experiments, we will use a Keithley programmable voltage source to apply voltage to a solar cell, typically from -0.2 V to 0.9 V for CIGS solar cells. The standard J-V measurement is done at room temperature (+25 ℃) with two illumination conditions, dark and 100 mW/cm 2 A.M.1.5 illumination.

The standard illumination is achieved with an AAA grade Newport solar simulator.

External Quantum Efficiency

A J-V measurement yields information on the absolute value of the short-circuit current density JSC produced in a solar cell. However, the simple measurement does not yield information on the origin of the loss mechanisms that are responsible for the fact that not every photon in the solar spectrum contributes to JSC. In an ideal solar cell, corresponding to the Shockley-Queisser limit, every photon with a suitable energy E higher that the bandgap energy Eg leads to one electron-hole pair that is collected at the terminals of the solar cell. In real solar cells, this is not the case and we are interested in knowing the reasons for the losses. An appropriate method to literally shed light onto this problem is the spectrally resolved measurement of the short-circuit current, that is JSC(E) likewise JSC(λ), depending on whether the result is plotted versus photon energy or versus wavelength. The external quantum efficiency EQE is defined as the number of electrons collected per photon incident on the solar cell according to:

) ( ) ( 1 ) ( E d E dJ e E EQE sc   (2.5) Where ) (E d
is the incident photon flux in units of [ϕ] = cm -2 s -1 in the photon energy interval dE that leads to the short-circuit current density dJSC.

A second, frequently used quantity is the spectral response SR defined as the current produced per unit optical power incident on the solar cell. Consequently, the spectral response has the unit [SR]=A/W and related to the quantum efficiency via:

E eEQE E d E dJ E SR sc   ) ( ) ( 1 
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In the ideal Shockley-Queisser case, we would have EQE(E)=1 for E ≥ Eg and EQE(E)=0, otherwise. In real solar cells, we have EQE(E)< 1 even for E ≥ Eg, resulting either from optical or recombination losses. The optical losses can be further broken down to losses due to reflection and due to parasitic absorption within the device. The reflection losses can be assessed by an additional measurement using a spectrometer, equipped with an integrating sphere determining the reflectance R, thus allowing us to quantify this loss mechanism separately. For an opaque solar cell we know that all photons that are not reflected are absorbed in the device, that is, the absorptance A is given by A = 1 -R.

The experimental setup for recording the EQE can be seen in Figure 2.2: An example for an EQE measurement on a CIGS cell is displayed in Figure 2.3 taken from ref [START_REF] Hegedus | [END_REF]. The latter illustrates six different types of losses in external quantum efficiency due to optical effects. The upper plain line is the efficiency after losses due to shading from collection grid (1), surface reflection from air/window/emitter/absorber interfaces (2), absorption from the window layer (3), absorption in the emitter layer (4), and incomplete absorption near the bandgap (5). The lower plain line is the external quantum efficiency measured at 0V, thus accounting for incomplete collection of photogenerated carrier (6). In addition, we see the absorption edge, from which the bandgap energy can be estimated. 

Capacitance-based Techniques

Capacitance measurements are used to determine the carrier concentration in the absorber layer. In general, for a one-sided junction, capacitance measurements give the carrier concentration on the lessheavily doped side of the junction. In the specific case of p-doped thin-film solar cells, the hole concentration in the absorber is determined. In a p-n junction, the depletion width (W) is given by

) ( 2 V V eN W bi A    (2.7)
where ε is the permittivity in the absorber, NA is the carrier acceptor concentration in the absorber, V is the applied voltage and Vbi is the built-in voltage. If the device is modeled as a parallel-plate capacitor, the capacitance per unit area is given by:

D C   (2.8)
where D is the separation between the charges on the capacitor plates. Substituting W for D gives:

) ( 2 V V N q C bi A    (2.9) Plotting 2 1 C
vs. V, should yield a straight line with a slope of A N e

and a voltage axis intercept at

V=Vbi if carrier density is independent of distance into the absorber. Therefore, a direct access to the absorber carrier concentration is obtained.

Advanced Luminescence-Based Characterization Techniques

For the luminescence acquisition, various systems and setups are available. In the context of the present thesis, we will be focusing on the intensity, the spectral, the temporal and the spatial aspects of the luminescence. For the study of the intensity, the spectral and spatial properties of the luminescence we will be using the Hyperspectral Imager (HI). For the study of the intensity, the spatial and the temporal properties of the luminescence signal we will be using the conventional scanning confocal microscope (SCM) setup. In the third part of this section, we will be detailing the Time-Resolved Fluorescence Lifetime Imaging (TRFLIM), a new characterization technique regarding photovoltaics that we develop at IRDEP.

To summarize, we establish in Diagram 2.1 a "luminescence-based characterization tree" where we included all of the developed luminescence-based characterization methods in this thesis and the type of information it provides on the PV device. The present manuscript is divided into two major categories of luminescence-based characterization. In particular, chapter III is dedicated to temporal and spatial confocal-based luminescence studies and chapter IV is dedicated in addition to luminescence imaging.

Hyperspectral Imager

The basic principle of the HI is to record images of the luminescence at several detection wavelengths.

This system is developed by Photon etc., with whom a partnership was built for the photovoltaic applications, coupling the HI with a microscope. It relies on volume Bragg gratings. A schematic of the whole setup is displayed in Fig. 2.4. The sample is illuminated by a laser source through a microscope objective. The luminescence is collected by the same objective and reflected by a mirror towards the detection system. The hyperspectral image is formed by the volume Bragg gratings and recorded by a camera (CCD or InGaAs, depending on the wavelength range)). Besides the light excitation, simultaneous electrical measurements are possible. For the detection part of the system, two configurations are used, for spectral regions from 700 nm to 1000 nm and 900 nm to 1400 nm. In both cases the spectral resolution is 2 nm.

A 2 µm spatial resolution for the luminescence images is achieved with this setup. The luminescence output data are stored in the form of three dimensional cubes where two axes represent an (x, y) space and the third axis (z axis) represents the wavelength.

Initially we set off by a calibration of the setup in order to deal with spatial uniformity, spectral correction, and translate the arbitrary intensity units into absolute units of Photons/m/m 2 /s. These relative calibrations are obtained with a halogen lamp of known spectrum, coupled into an integrating sphere with a spatially homogeneous output.

We manage to image the output of the sphere to calibrate the setup transmission for each spatial position. We perform the absolute calibration of the intensity at one wavelength.

To do so, we start by imaging a fiber with a certain numerical aperture NA by coupling with a laser. The NA of the fiber has to be smaller than the NA of the previously used objective in order to collect all of the photon flux out of the fiber.

As we can measure the output power, we are then able to accomplish the absolute calibration at the wavelength of the laser used.

Finally we extrapolate to the entire spectral range thanks to the first relative calibration.

The fully detailed calibration process can be found in the thesis of Amaury Delamarre [153]. 

Scanning Confocal Microscope (SCM)

Whenever luminescence measurements with high spatial resolutions are of interest, a microscope setup must be used. A photoluminescence setup utilizing a confocal microscope is shown in Fig. 2.5. In such a configuration, the excitation source is focused onto the sample surface through a microscope lens. The luminescence light is then collected through the same lens, separated from the exciting light beam by means of a beam splitter, and focused onto a fiber connected to the detecting system. Ideally, this system exhibits diffraction-limited resolution of approximately: 0.6λ/NA. The sample is mounted on an x-y positioning table, which allows a two dimensional scan of the emitted luminescence radiation.

As the excitation area in a micro-PL is in the range of 1 µm 2 , very high excitation intensities can be achieved, which may lead to local heating and high-injection effects. This has to be kept in mind when analyzing the data. Efforts should be made to keep the excitation level as low as possible. An excitation level in the order of a few hundreds of Suns can be acceptable for CIGS solar cells [152]. -The excitation source is a pulsed Fianium Supercontinuum laser whose wavelength is selected using a Photon Etc Laser Line Tunable Filter. The laser is coupled into a single-mode optical fiber connected to a homemade microscope. The laser pulse duration is 6 ps and the repetition rate was set to 20 MHz. The sample is then excited using a Nikon objective with a numerical aperture N.A=0.8 and a working distance of 1.2 mm. The pulsed excitation wavelength can be selected from a spectral range stretching from 450 nm to 1600 nm.

-The detection of the photoluminescence decay dynamics is made using the time-correlated single-photon counting technique (TCSPC). In this technique, the laser pulse is split into two beams with a beam splitter. The first beam triggers a time-amplitude converter (TAC) to start ramping up a voltage. The second beam excites PL from the sample. Some of the PL is passed through a long pass filter onto a single photon counting detector from Aurea (SPCD). The first emitted photon to be detected by the SPCD sends a stop signal to the TAC, and the TAC voltage is read and stored by a pulse height analyzer. The SPCD is coupled to an opto-electrical converter of the decay (PicoHarp 400), finally yielding the histogram of the incoming hits as a function of time, the time being equal to the laser's repetition rate. Based on our configuration, the histogram resolution is equal to 64 picoseconds. Every event recorded, will represent a specific number of hits per unit of time. Finally, the total number of recorded points will represent the overall TRPL decay. We record TRPL decays with a time resolution close to 200 ps. Now, for the TRPL spatial studies, a Physik Instrumente piezoelectric stage on which the sample is mounted, allowed mapping of the TRPL decays. For this thesis, the scan of our 30 µm microcell was done with incremental X and Y steps of 300 nm. Which means that every 300 nm a TRPL decay is recorded. This resulted in a total of 10201 recorded decays that reconstructed the time-resolved photoluminescence emission of the whole micro CIGS solar cell. Also, using a KEITHLEY 2400 source meter, small amount of currents can be injected in order to study time-resolved luminescence signal at voltages higher than the open-circuit voltage.

It is to be noted that a wide variety of experimental configurations can accomplish this. Most experiments excite the sample with a pulsed laser source, and detect the PL with a photodiode, streak camera, or single-photon counting. The system response time, wavelength range, sensitivity, operational difficulty, vary widely for each configuration [START_REF] Metzger | Conference Paper[END_REF].

Comparison between the HI and the SCM

Besides our calibration method, the HI setup presents several differences when compared with confocal microscope setup. Setups using hyperspectral imagers acquire directly spectrally resolved images. The acquisition time is therefore strongly reduced by 2 to 3 orders of magnitude. For example, a 150 × 150 μm 2 cartography would take numerous hours with a confocal setup, but about 10 min with a hyperspectral imager in some cases.

The depth probed in a confocal system is given by 2𝑛𝜆 𝑁𝐴 2 , so in the range of a few microns for n (refractive index) around 3 [START_REF] Poortmans | Thin Film Solar Cells[END_REF]. In the HI system, one of the limitations regarding the depth probed, is linked to the material absorption coefficient. Therefore, for rough samples, this could be an advantage over confocal microscope, where intensity fluctuations are recorded if the depth probed is comparable to the roughness.

In a PL experiment, the main difference arises from the laser excitation, which is focused at one point in confocal system while it is spatially homogeneous for the HI setup. In the first case, carrier transport towards the non-illuminated part occurs. The emitted signal is therefore lowered, requiring excitation powers typically higher than 1000 suns. The information extracted is also influenced by the surroundings.

Here's a table that summarizes the differences between these two solar PV luminescence acquisition setups: As the needs for high frame frequency and high resolution microscopy increase, the option of using frequency modulation FLIM becomes less dominant compared with that of temporal FLIM including time-gated FLIM and TCSPC. On the one hand, and as described in chapter II. TCPSC-FLIM cannot provide as high frame frequency as time-gated FLIM. On the other hand, cameras dedicated to modulation acquisition offer a time resolution of about 3ns which is not suitable for our samples whom typical decay constants are about 0.5 to 1 ns. Therefore, our choice was to build a setup based on timegated FLIM.

Time-gated FLIM acquires different images at different delays after the laser pulsed excitation, as depicted in Figure 2.6. To acquire different intensity images at different delays in order to compute lifetime image, it is crucial to control the em-ICCD and laser synchronously. FLIM system can be built up by inner trigger control [143], external trigger control [144], or optical delay control [145] according to different types of em-ICCD and laser utilized. For our case, our em-ICCD camera will be externally triggered by the output electrical pulses of our laser.

More versatile than TCSPC technique, the TRFLIM setup offers the possibility to analyze the sample with homogeneous or focused illumination. Now, for the present case of the TRFLIM techniques, we also expect to obtain three dimensional data hypercubes. However, our third dimension here is the timedependence of the luminescence signal. In Figure 2.8 we illustrate the hypercube that a TRFRLIM experiment is expected to yield: After laying out the theoretical basis of the TRFLIM technique, we can now move on to the execution phase where will design, develop and apply our new opto-mechanical and opto-electronic setup. Our strategy was to breakdown the project into key sub-projects. After finishing each sub-project, we will qualify it, and optimize it until we reach our performance goals.

-

Step 1: we focused on the design and development of the detection system of the TRFLIM setup. The detection system will have two main functions. The first being the image formation while providing a micrometric spatial resolution and making use of the majority of the CCD sensor area. This will be done through the calculation and installation of an imaging lens system. The second is ensuring the time-gating process that will allow to time-resolve the acquired luminescence images. This function will be filled by an em-ICCD (electron multiplied -ICCD) time-gated camera from Princeton Instruments. The temporal resolution that we are aiming at is in the sub-nanosecond region given that the luminescence lifetime of most thin film PV technologies such as CIGS is in the order of few tens of nanoseconds.

-

Step 2: Then, we move on to excitation system that will provide the homogeneous or focused pulsed illumination for the studied PV devices. We started by assembling a speckle-filtering optical system. We then proceed by constructing a removable optical system to create a homogeneous excitation.

-Step 3: Development of algorithms and data analysis routines in order to process the TRFLIM hypercubes and extract the properties of the investigated PV device.

The structure of our TRFLIM setup is illustrated in Figure 2.9: We start with a pulsed laser that is collimated and has a Gaussian intensity profile. The latter then goes into our assembled Pinhole system that will remove the high spatial frequency speckle from the laser beam. It is then directed to the homogenization optical system which will transform the incident Gaussian laser beam into a homogeneous laser excitation. After reflection on a dichroic mirror with the adapted cut-off wavelength, the reflected laser beam will excite the sample through a microscope objective with a specific working distance, numerical aperture, magnification factor and focal length. At this stage, the luminescence emitted from the sample is transmitted by the dichroic mirror that will also filter any reflected laser light. The reflected luminescence goes into our designed and assembled optical lens system that will create the luminescence image onto the em-ICCD time-gated camera sensor.

2.2.4.3

Spatial and Temporal resolutions of the detection system

 Spatial Resolution

Before designing and assembling our detection system, we had to clearly define our expected applications of TRFRLIM setup. The requirements of the applications will eventually define the characteristics of our detection system and our optical calculations.

As previously mentioned, we are aiming at micrometric spatial resolutions. In other words, we are aiming at a net imaging of PV devices, such as the micro CIGS solar cells that we studied in the previous sections of the manuscript.

The clarity of the images and therefore our optical system's spatial resolution will be quantified by calculating the contrast of the detected images and the Point Spread Function (PSF).

While we clearly resolve PV devices, we also want to project them in order to make use of the majority of the em-ICCD chip.

We therefore have double variables to optimize while keeping a micrometric resolution of the recorded images.

The em-ICCD chip an area of 13 mm x 13 mm. We consider an object that is 100 µm in size. Our goal is to project it onto a 10 mm x 10 mm area of the CCD chip. In this case, our magnification factor γ=100.

We know that a part of this magnification is provided by our microscope objective of a focal length f1.

The total magnification of the whole optical system including the microscope objective will be the ratio between the equivalent focal length of the lens system that we want to design fls and the focal length of our microscope objective:

1 f f ls   (2.10)
In our case, f1 is equal to 2 mm. Which means that in order to meet our γ=100 goal, fls should be equal to 200 mm. At first impression, one would be tempted to directly choose a single lens that will have a focal length of 200 mm. This choice does indeed meet our γ=100 goal but highly damages our spatial resolution goal that should be micrometric. Such choice would lead a quite large PSF because the latter at the diffraction limit is given by:

c PSF   sin 2  (2.11)
where λ is excitation wavelength and θc is the collection angle according to which the image is formed.

If a 200 mm lens is used, θc becomes very weak in the order of 3.57 deg which leads to an ideal PSF of 36 µm and hence an unacceptable spatial resolution is expected because experimentally the PSF will be much larger than the ideal one.

Therefore, the solution that we propose is the following: Instead of using a single 200 mm focal length, we use two different lenses with an equivalent focal length of 200 mm.

Based on such configurations, our optical calculations should take into account the following: The focal length of the first lens fi, the focal length of the second lens fj, the space between the lenses e, the ratio between the focal lengths R, and finally the distance at which the image will be formed EFi, which is the physical distance between the first lens of the system and the point of image formation of the whole lens system. All of these quantities should lead to a final optical detection lens system combined with a microscope objective.

All of the previous optical parameters are linked through the following equation:
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We ran multiple simulations and numerical calculations and it yielded the following characteristics for 



With such properties our designed image formation system satisfies both our magnification requirements and our spatial resolution requirements. A PSF=8.25 µm means that a distinguishable information can fit into a single pixel and that no overlap occurs with a neighboring pixel information. Now it was time to put our designed detection system to the test. We start by assembling and installing the calculated lens system, coupled to our microscope objective. The second step consists of measuring the spatial resolution of our detection system.

Our approach consists of using a white lamp that will homogeneously illuminate a 1951 USAF resolution test chart. It is a pattern that consists of groups of three bars with dimensions ranging from 54 500 µm (Element 1 of Group 0) down to 2.1 µm (Element 6 of Group 7). The largest bar the imager cannot discern is the limitation of its resolving power. The common format consists of six groups in three layers of patterns. The largest groups, forming the first layer, are located on the outer sides. The smaller layers repeat the same pattern but are progressively smaller toward the center. Each group consists of six elements, numbered from 1 to 6. Within the same layer, the odd-numbered groups appear continuously from 1 through 6 from the upper right corner. The first element of the even-numbered groups is at the lower right of the layer, with the remaining 2 through 6, at the left. The higher the group order, the smaller the line pairs. Because our goal is a micrometric resolution, we aim at imaging the smallest group dimension of the USAF target which is the sixth element of the order 7 group that has line pairs distanced by 2.19 µm.

See Figure 2.10 below: The picture obtained is by definition the convolution of the Transfer Functions of the target, the microscope objective, the assembled lens system and the PIMAX4 camera.

We draw both their corresponding horizontal and vertical intensity profiles, as seen in Figure 2.11: We can see from these profiles that the lines are well resolved as no overlapping is observed for both horizontal and vertical intensity profiles. In order to quantify the spatial resolution, we can calculate the contrast based on these intensity profiles using: . This means that, given that the minimum line pairs distance is 2.19 µm, our total detection system spatial resolution is smaller than 2.19 µm given that the corresponding contrast is greater than zero. So far we are sure that we can clearly distinct objects separated by at least 2.19 µm.

In order to find out the exact value of our detection system's spatial resolution, we perform PSF measurements. The experience consists of imaging a collimated laser beam with a Gaussian intensity profile and measure the pixel surface that it occupies. In our case, we find an intensity profile with a FWHM value of 3 pixels=39 µm, as seen in Figure 2.12 below. Finally, when combining this PSF value with the total magnification of our assembled imaging and detection system, we find that the overall spatial resolution of our system is equal to 0.8 µm.

 Temporal Resolution

After the measurement of our system spatial resolution, comes the measurement of its temporal resolution. The latter is strictly a characteristic of our PIMAX4 camera and its value is independent of our assembled optical system. It is an intensified EMCCD camera (emICCD) that features backilluminated 1024 x 1024 frame transfer EMCCD fiber optically coupled to a variety of filmless intensifiers. The advantages of intensifiers and the benefits of EMCCD are combined in one camera that delivers single-photon sensitivity and quantitative performance for scientific imaging and spectroscopy research. Our PIMAX4 ensures high linearity, high sensitivity, and ultrafast subnanosecond gating, dual gain control, programmable timing generator.

Based on the specifications of the camera, the minimum achievable temporal resolution is theoretically equal to the minimum gate width. Hence, in the best case scenario, we can hope to obtain 480 picoseconds as a temporal resolution. In order to experimentally quantify it, we perform the following experiment.

Using a picosecond width laser pulses, we aim at resolving the intensity profile of the detected laser intensity. The corresponding time-gating configuration of our camera consists of selecting the minimum gate width available which is 480 ps. In order to properly perform such measurements, the synchronization between the pulsed laser excitation and the opening of the gates for the detection (see Ideally, one would expect to obtain temporal laser profile that exactly replicates the time-gate of the PIMAX4 which a square-shaped profile with a temporal width of 480 ps.

In our case, we obtained a rather Gaussian intensity profile that has a FWHM value of 500 ps. We can hence conclude that we came quite close to the ideal case and that the 500 ps temporal resolution of our detection system is satisfying.

To conclude, this section was dedicated to an experimental evaluation of key parameters of our designed TRFLIM detection setup. We successfully reached highly acceptable resolutions of our system that are quite close to its theoretical limitations. We achieved a spatial resolution of 0.8 µm and a temporal resolution of 500 ps.

2.2.4.4

Characteristics of the excitation system

Now that the assembly and testing of the TRFLIM detection system is done, we move on to work on its excitation system. The latter consisted of green pulsed laser from Talisker, the Talisker Ultra 532_DS_0412_4 from Coherent. This is a high power pulsed laser originally designed for industrial applications such as metal carving and steel cutting. In the table below, we gathered some of its main specifications:

Talisker Ultra 532_DS_0412_4 Given the very high power of our excitation system, security was our first concern. Therefore, we started by laying out a plan in order to minimize the risk of exposure to such powerful light source.

In order to assess the risk, we started by calculating a key parameter which is the Maximum Permissible Exposure limit or MPE for short. The MPE differs from one laser source to another based on each laser specifications. For the present case of the Talisker Ultra 532_DS_0412_4, we were able to calculate an EMP of 2.5x10 -5 J/pulse/m 2 .

We assume that our assembled optical excitation situation will result in a homogeneous 1 cm indiameter pulsed laser beam. This means that once operating at maximum power, our excitation source will deliver an output energy that is 1.5x10 5 EMP. In other words, the delivered energy will be 5 orders of magnitude larger than the maximum permissible exposure limit for such excitation source.

These numbers reflect a very high level of danger to which the user of the TRFLIM can be exposed.

Therefore, the first step towards an enhanced security and protection was to eliminate any physical contact between the user and the laser source. To do so, we started by programming, using an old-school emulator, a computer interface that communicates with the Talisker according to a specific set of commands. At this stage the user can safely operate the Talisker by controlling its power, repetition rate, diagnose its state etc…

The assembly phase of the excitation system starts with building a speckle filtering optical system (as The choice of the characteristics of the speckle-filtering system was based on the calculations of the optimal Pinhole diameter. Such optimization will maximize the filtering of the spatial noise and at the same time minimize the optical power losses of the output laser beam.

seen
The optimal Pinhole diameter opt D is calculated as follows [158]:

a f D opt   (2.14)
Where f is the focal length of the first microscope objective, λ is the laser wavelength and a is the radius of the input laser beam. In our case we find µm D opt [START_REF] Finkbeiner | Proceedings of the 11th EU-PVSEC conference[END_REF] 



. This justifies our choice of 50 µm Pinhole diameter. Now that the optimal Pinhole diameter is calculated, we can proceed by calculating the potential loss in optical laser power at the exit of the whole Pinhole system. The losses are calculated by establishing the ratio between the output laser power out P and the input laser power in P .

The ratio is expressed as [START_REF] Nixon | [END_REF]: Finally, in order to also make sure that our present configuration yields an optimal speckle filtering, our system must obey the following condition:
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In our case,

mm mm D f 2 . 2 064 . 1 2   
. The condition being respected, our configuration does provide an optimal speckle filtering and an optimal laser power transmission.

2.2.4.5

Concluding the construction of the complete TRFLIM setup with a proof of concept

The assembly of the whole TRFLIM setup is done at this stage. We completed the first two major project steps . We have also experimentally quantified the different caracteristics of the global excitation and detection systems. These measurements meet the requirements for the use of this system for PV applications.

Now that the complete TRFLIM setup is installed, we looked for an improvement of the security while operating the complete system. To do so, we developed a Matlab-based code that renders our TFRLIM setup operation completely automatic. Adding this automation to the developed interface that remotely controls the Talisker enhances the overall operational security. The algorithm behind the developed automation code is executed using a single command and takes into account every single operation step of a typical TFRLIM experience, i.e. from the moment the acquisition software is launched until the final data analysis and display of the processed TRFLIM cubes.

The very first TFRLIM experiment that followed its different construction phases, was carried out on a perovskite-based solar cell. The aim of this experiment was to record and observe a time-resolved photoluminescence decay using our setup. In particular, our excitation system was still in confocal mode and we therefore acquired time-resolved images of a photoluminescence spot, we then plotted its temporal profile as seen in Figure 2.16 below: A rapid analysis of the obtained decay reveals a carrier recombination lifetime of about 13 ns. But again, our goal here was just to demonstrate the capability of our setup to successfully provide timeresolved luminescence images of the solar PV device with a good measurement quality.

Chapter III.

Quantitative local access to optoelectronic properties of Cu(In,Ga)Se2 PV devices using Time-Resolved Luminescence

General introduction and objectives

This third chapter of the thesis is composed of two main parts. In the first part we revisit the temporal aspect of the luminescence of CIGS solar cells. In particular we propose a physical model that helps understand and analyze the carrier dynamics in CIGS. Our challenge was to construct a model that adapts to all changes in the experimental conditions. The second main part of the chapter is dedicated to the development of new applications of the time-resolved photoluminescence technique in CIGS. These applications are inspired by the understanding we developed in the first part. In other terms, we will be presenting optical alternatives for the usual electrical measurements, by looking at the time-resolved photoluminescence decays. Finally, our final goal was to develop a tool that extracts the defects density in CIGS using our optical approach. These densities will then be correlated to key PV performance indicators.

Development of a unified understanding of charge carrier dynamics in

Cu(In,Ga)Se2 PV devices

Introduction

We have learned so far that while TRPL techniques provide a generous access to PV materials properties, the interpretation of the experimental data varies significantly from one PV technology to the next. This is mainly due to the fact that different PV device configurations and compositions lead to different carrier dynamics. For accurate interpretations of the TRPL signals one should establish a robust theoretical understanding of carrier dynamics and apply it to the interpretation of the TRPL signals. We have also seen in the previous bibliographical sections that TRPL measurements are extremely sensitive to the experimental conditions. For the particular CIGS-based thin film PV devices, we have seen multiple clear case studies where two TRPL independent studies on the same PV material and the same experimental conditions, can lead to completely opposite conclusions and interpretations.

In particular we will propose a definition of each lifetime and each exponential component in equation (1.31). We will then confront our theory with experimental TRPL data.

Physical model based on carrier recombination centers and shallow defects acting as carrier traps

In the case of a double exponential decay, two lifetimes governing the decay can be extracted, a short and a longer decay lifetimes An initial proof for this statement originates from the fact that under high injection regimes, the longer decay disappears and the decay becomes mono exponential [78]. The short decay lifetime however, exhibits a weak sensitivity to the photo-injection level.

At the moment of photo injection, the recombination centers govern the photoluminescence emission.

During this process, the number of photogenerated carriers is much larger than the number of emission traps. In this case, we observe a mono-exponential decay characterized by a fast decay lifetime [78].

However, as the excess carrier concentration decreases with time, traps start to reduce the effective recombination rate and the latter gives the data the appearance of a longer recombination lifetime than the actual recombination lifetime.

In the context of the model used here (see Figure 3.1 below), which is in accordance with our experiments, it is the short lifetime that is indicative of the recombination lifetime. The longer lifetime, due to trapping, is indicative of carrier mobility losses, as well as the material quality, since it reflects the dominance of defective trap states on the photo-generated minority carrier dynamics. DCD is a new parameter that we created and introduced. For the time-resolved luminescence techniques, DCD is highly important for the following reasons: Based on its mathematical description in equation (3.2), the DCD values will fluctuate between 0 and 1. These values are direct indicators of the state of minority carrier dynamics within the CIGS material. For example, a DCD value converging towards unity reflects a state of carrier dynamics where direct recombination events completely dominate carrier trapping events. For such state, the activity of shallow trap states is negligible and this represents the best case scenario where the overall carrier dynamics and hence the transport properties of the PV material are free from any negative influence of trapping events.

A worst case scenario for the state of carrier dynamics is characterized by a DCD value approaching zero. This means the carrier trapping activity is at its highest and that material's electronic transport properties are badly damaged. We can hence conclude that DCD provides an optical tool for a qualitative evaluation of the material's trapping defects density.

Photo-excitation intensity-dependent and electrical carrier-injection dependent timeresolved luminescence experiments

In this study we discuss the effects of the incident excitation power and the effects of the electrical current injection into the solar cell on the bi-exponential TRPL decays observed in CIGS solar cells.

Based on the previous physical model, we will show that it is possible to explain all of the observed experimental variations of carrier dynamics.

A standard micro CIGS solar cell [106] with a 25 µm diameter is used for this study.

A basic J (V) characterization yielded the following performance parameters: Voc=0.67 V, Jsc=30.4 mA/cm 2 , FF=68.4 % and % 14   .

We start by acquiring a set of time-resolved photoluminescence (TRPL) decays. The luminescence decay, centered at an energy of 1. We find a bi-exponential decay that consists of a short decay followed by a longer one. The latter gets shorter as the incident photo-excitation flux is increased.  appears to be weakly influenced by the increasing excitation intensity, Traps  strongly diminishes from 5.75 ns to approximately 0.6 ns. When the incident photon flux becomes higher than 7x10 17 photons/pulse/cm 2 the TRPL decay is considered as almost completely mono-exponential with values of the DCD higher than 0.85. Above this excitation threshold no values are extracted and the DCD ratio converges towards unity. As we have explained previously and will be further discussed here, this effect is explained by a decreasing contribution of the traps states to the carrier dynamics when the light-induced carrier density increases. Now comes the part where in addition to the pulsed light excitation source, we study the effect of electrically injected carriers on the time-resolved luminescence (TRL) decay time.

A set of experimental TRL decays under incremental values of injected current Jinj(s -1 cm -2 ) is acquired.

The incident excitation photon flux is maintained constant at 3.5x10 16 Photons/Pulse/cm 2 . The value of the injected currents is experimentally measured. Same goes for the total luminescence decay time. In addition to the known micro CIGS solar cell surface, it is then possible to calculate the value of Jinj(s - 1 cm -2 ). For this type of experiments, photoluminescence and electroluminescence occur simultaneously.

The methodology for sorting out and analyzing the TRL decays is different than the one used for the TRPL experiments. Here, excess electroluminescence intensity is obtained for each value of Jinj. Such intensity appears in a form of a constant background that increases as the injected current is increased. Such background should not in any case be confused with the background noise of the experiments.

In Figure 3 When the electrical carrier injection increases the TRL decay becomes progressively mono-exponential with values of the DCD rapidly increasing towards unity. This effect is explained by a direct occupation of the accessible density of trap states by the electrically injected carriers. This phenomenon progressively weakens the trapping activity which is illustrated by the value of the trapping lifetime that is 3 times smaller for the last TRL decay compared to the initial one.

However, a fundamental difference exists behind the observed similarity between the two sets of experiments. The difference is mainly based on the variation of two different fundamental quantities.

The first being the ratio between the density of photogenerated carrier density and the density of accessible trap states density. The second is the occupation of accessible trap states under electrical current injection. Both however, exhibit the same effect on the system carrier dynamics.

To be more precise, in the TRL(Jinj) experiments, the value of the injected current is increased. It tends to electrically occupy the inactive shallow trap states density present at the absorber surface and its interface with the CdS buffer layer [START_REF] El-Hajje | Solar Energy Materials and Solar Cells[END_REF]. As the latter density decreases, so does the delay in the luminescence emission induced via carrier trapping. This explains why the TRL decays in Figure 3.3.a are becoming shorter under an increasing value of injected current.

In the TRPL(ϕ) experiments, the value of excitation power is also increased. In this case, the excess photogenerated carrier density becomes progressively dominant over the accessible trap states density.

This increasing ratio between the former and the latter densities is at the origin of the observed convergence from a double to a mono-exponential decay.

On the one hand, for both TRPL(ϕ) & TRL(Jinj) experiments , the short carrier lifetime demonstrates a weak sensitivity with respect to both excitation sources (Figures 3.2.b and 3.3.b.). This proves that the short decay lifetime is indeed related to direct recombination events that are not influenced by trappinginduced delays.

One the other hand, we observed an important decrease in the longer decay lifetime under both excitation sources. Firstly, the excitation power amplifies the activity of the recombination centers causing lesser carriers to be involved in trap emission-related events. Secondly, current injection is continuously saturating the accessible states of the traps and therefore significantly attenuating their activity. A mutual consequence of the above is a decrease in the trapping lifetime. This can be observed is Figures 3.2 When it comes to the evolution of the DCD parameter, the latter quantifies the influence of the shallow trap states on the overall carrier dynamics. The higher the DCD, the lower their influence is. Now, we have seen that both TRPL(ϕ) & TRL(Jinj) experiments lead to a decrease in the influence of the existing shallow trap states, this eventually explains the convergence of the DCD towards unity, for both types of time-resolved experiments.

Finally, whether it is the current injection, the excitation energy or the excitation power that is being increased, the final state regarding the carrier dynamics is the same. The latter is characterized by a total dominance of direct recombination events over the trapping events.

Investigating the potential influence of the built-in electric field

In this section, we investigate the effect of the electric field on our previous results. On the one hand we check if the absence or presence of the electric field modifies or has any link with the observed hysteresis phenomenon. On the other hand, we will also track any change in the previously discussed behavior of carrier dynamics under increasing optical or electrical excitation intensity.

Our methodology consists of preparing two CIGS samples. The first sample contains the complete stack of layers. The second sample however, is missing the ZnO front contact layer and contains the same absorber and buffer layer as the first sample. Depriving the second sample from its front contact changes the built-in electric field. Given the highly inhomogeneous nature of chalcogenide CIGS devices, the comparison of the two samples does not consist of a numerical comparison of the obtained results, but, as mentioned earlier on, it is the behavior of carrier dynamics that will be compared under exactly the same experimental conditions. Our analysis will hence be qualitative.

We are aware that in the present context, the ideal comparison methodology would be probing the same region of the same sample with and without the front contact. However, given the micrometric excitation spot size, this can be quite challenging. In addition, we remind that in our bibliographical analysis on time-resolved techniques, we discussed the effect of the electric field on time-resolved luminescence decays and concluded that even under very low injection regimes, it only influences the carrier dynamics within the first picoseconds of the luminescence decay. This section is consequently another way of confirming the latter findings.

On the previously mentioned CIGS samples, we perform excitation power-dependent TRPL. For each decay and for each sample, we start by extracting the trapping and recombination lifetimes. These parameters as then plotted as a function of the incident photon flux in the absence and presence of the ZnO front contact layer: Based on previous bibliographical analysis, the photo-excitation regime used here and in the earlier experiments is considered as moderate. This means that, in case the electric field exists, it is more likely to be completely screened by the photo-generation. This is confirmed by We can conclude so far that the absence or the presence of the TCO front contact layer/electric field do not have an influence neither on our discussions nor the expected behavior of the probed carrier dynamics.

Identifying the characteristics of probed carrier recombination

We have so far attributed the first part of the fast luminescence decay to recombination events and extracted what we considered as minority carrier recombination lifetime and the corresponding occurrence weight of recombination events. In this section we aim to analyze the recombination type of carrier: bimolecular or Auger recombination. We also aim at identifying the radiative recombination events that are behind the time-resolved luminescence intensity. Accessing this information would provide a more complete picture of the knowledge we developed on minority carrier dynamics in CIGS solar devices.

The overall recombination net rate n R describing the temporal evolution of the excess minority carriers can be expressed as:
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As expressed by equation (3.3), n R is composed of three recombination regimes that are: Auger-type recombination involving three particles, bimolecular recombination involving two particles and finally a mono-molecular regime involving a single particle.

Given that the time-resolved luminescence signal is the result of n R , one must evaluate the time- derivative of the time-resolved luminescence signal and plot it as a function of the TRL signal itself, in order to identify the dominating recombination regime.

Therefore, what we will evaluating and plotting in this case is: 
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Therefore, if a linear dependence is observed regarding the initial fast decay, than the latter is characterized by a mono-molecular type of recombination. This dependence is evaluated for the two experimental sets of time-resolved decay under an increasing optical and electrical injection, respectively: behavior. This means that, for all of the chosen ranges of optical and electrical injection intensities, the short carrier lifetime does indeed corresponds to a mono-molecular-type of recombination that involves a single particle. In addition, we can also see that in both cases, the slopes of the linear tendencies are indeed parallel which confirms once again that in the early nanoseconds of the decay, the recombination lifetime and the decay dynamics are constant. Finally, from a qualitative point of view, one may think that the initial fast part of the decay may seem to represent a small portion of the overall decay in a normal valuable for the analysis of the minority carrier dynamics. Based on this observation; we remind that in the literature the fast decaying part is sometimes neglected [96,105]. Here on the contrary, we show that it is indeed crucial for the analysis that would be otherwise, based only on only a small portion of the initially generated excess minority carriers. Now, we move on to identifying the dominant source of radiative recombination that is behind the luminescence intensity. While the latter are highly dominated by non-radiative recombinations in a CIGS material, we find it interesting to also characterize the source of radiative recombination.

The literature [START_REF] Rau | Advanced Characterization Techniques for Thin Film Solar Cells[END_REF] shows that in order to able to identify the dominant source of radiative recombination, one can perform two different consecutive studies on the resulting PL spectrums. These two studies consist in initially examining the PL spectral shift, and the intensity peak of the PL spectrums as the excitation power is being varied, and the next study illustrates the evolution of the value of the PL yield as a function of the varying incident excitation power.

First of all, using the range of photo-excitation fluxes used in Figure 3.2.a, we acquired the PL spectra at room temperature. As we tend to increase the excitation power, we directly increase the injection level in a way that the conduction band becomes increasingly populated by a greater pumping rate of photogenerated election all the way from the valence band.

Under such conditions, radiative recombinations occur at a much higher rate and thus the emerging PL flux becomes more and more intense. In our case, we found that peak emission wavelength remains constant at 1095 nm. Ref [START_REF] Rau | Advanced Characterization Techniques for Thin Film Solar Cells[END_REF] proposes two methods in order to identify the dominant recombination regime and more particularly, the two methods consist in the determination of the two parameters "β" and "k" respectively. β is actually the slope of the variation of the position of the peak PL intensity in meV as a function of the excitation power. In case β ≈0 meV/decade that means that the dominant radiative recombination regime behind the resulting PL flux is a "Band-to-Band" recombination regime, else, it is a "DAP" , a Donor-Acceptor Pair recombination regime.

Our spectra lead to a value of β ≈0 and we can initially deduce that the dominant source of radiative recombination is a "Band-to-Band" radiative recombination regime.

As for the second method that consists in the calculation of "k", Ref [START_REF] Rau | Advanced Characterization Techniques for Thin Film Solar Cells[END_REF] shows that, the resulting PL yield YPL is related to the excitation power through:

YPL=ϕ k , where ϕ is the excitation power. It shows also that for the values found of k ranging between k=1 and k=2, this would mean that the radiative source is "Band-to-Band" recombinations.

In our case, we plotted the obtained PL yield as a function of ϕ and the result is shown in Figure 3.8: We can see that the mathematical power model fit we used yielded a value of k , k=1.3819. Such a result confirms furthermore the fact that our dominant source of radiative recombination is characterized by a "Band-to-Band" recombination regime.

The combined values of β and k strongly confirm this conclusion.

Brief summary and conclusion

In Section 3.2 of the current chapter, we demonstrated the importance of a complete, coherent understanding of the characteristics of a TRPL decay. The short decay lifetime is shown to be related to direct, mono-molecular recombination events. Through power dependent PL spectra analysis we prove that band-to-band recombination is the radiative recombination source of the detected luminescence intensity. Whereas the second, longer decay lifetime is attributed to the trapping effect of shallow defect states. We also demonstrated the importance of investigating the evolution of occurrence weights of the events characterized by both decay lifetimes, which led to the definition of a new key parameter, the DCD. A methodology is established for the application of the time-resolved luminescence characterization technique either under optical or electrical carrier injection. We show that regardless of the excitation source, the carrier dynamics of a CIGS solar cell exhibit the same behavior. We prove that the similarity arises from a decreasing influence of the material trap states on the overall carrier dynamics. Under electrical carrier injection, it is the progressive occupation of the available trap states that attenuates their effect. Under optical excitation however, it is the photogeneration of carriers that is increased. This consequently amplifies the dominance of excess carriers over the accessible trap states.

Optical alternative for the study of metastabilities in Cu(In,Ga)Se2 PV devices

One of the signature traits of Cu(In,Ga)Se2 solar cells is the fluctuations in its photovoltaic performance, following the activation of metastable defects by applying a voltage and/or light bias [START_REF] Rau | Advanced Characterization Techniques for Thin Film Solar Cells[END_REF][START_REF] Igalson | [END_REF][111][112]. The chemical nature of these metastabilities and their effects have been thoroughly investigated by means of electrical characterization such as photo-capacitance, deep level optical spectroscopy, and admittance spectroscopy measurements [113][114] or by using electroluminescence [115].

In the present section, and based on all of the above understanding of carrier dynamics in CIGS PV devices, we develop a contactless optical alternative for the study of these metastabilities.

The methodology is based on the analysis of excitation energy-dependent time-resolved photoluminescence (TRPL) signals. It leads to the observation of a hysteresis phenomenon. The amplitude of this phenomenon was compared between CIGS solar cells with different absorber/buffer layer interface properties. The developed characterization method was compared with classical currentvoltage measurements. We prove that this new application of TRPL techniques provides a reliable understanding of the physics of metastable defects in terms of quantifying the shift in minority charge carriers dynamics that it induces.

Metastabilities-induced distortions of Current-Voltage characteristics

Distortion to currentvoltage curves have been commonly reported in CIS or CIGS solar cells with a variety of buffer layers, such as CBD CdS, ZnS(O,OH), and InS(O,OH) [117,118,119].

In general, the J-V distortion in CIGS can be divided into J-V crossover and J-V red kink, as seen in Figure 3.9 taken from Ref [120]. The J-V crossover refers to a failure of dark/light superposition of their current-voltage curves whereas the J-V red kink refers to the distortion of J-V curves under only longwavelength-photon illumination (>610 nm) at initial forward bias. Researchers [117][118][119] have investigated the physical mechanism of these J-V distortions on the traditional CdS -CIGS solar cells, and their models suggests that such J-V distortions are due to the conduction band secondary barrier at the buffer layer-absorber interface. For the crossover distortion, we can see that to achieve the same amount of current density at forward bias, the dark curve needs to consume more voltage compared to the light curve.

Experimentally, the J-V crossover has been chemically associated with the different recipes in cell fabrication, such as varying oxygen content and indium doping in the buffer. The measurement of doping density of the buffer is a challenging task and it is difficult to immediately tell the accuracy of their results. So the challenge remaining is how to explain and identify the experimental J-V crossover with the unknown change doping densities of Zn(O,S) layers in our cells. That's where studies usually refer to numerical simulations, to correlate these parameters to the observed crossover [122].

Whereas for kinked J-V curve under red-light illumination in CIGS solar cells, we can see that at reverse or small forward voltage bias, the cell has well-behaved current collection proportional to the J-V curve under white-light illumination. At forward bias between 0.2 V to Voc, it shows an impeded current collection, called "red kink", and at forward bias above Voc until 0.8 V the red-light J-V curve overlaps with the dark one.

It has been found that the J-V red kinks varies with different recipes, such as varying oxygen fraction in the sputter beam and substitution of non-In-doped ZnS target with In-doped ZnS target. The devicephysics question is how to relate these experimental J-V red kinks to CBO (conduction band offset) and doping density. Numerical simulation allows investigating the J-V red kinks with varying oxygen fraction in the sputter beam and In-doped or not.

In addition the effect of blue photon exposure time has been found to be crucial for the elimination of the J-V red kink. As seen in Figure 3.17, Ref [120] illustrates the initial red light J-V as a function of Basic J(V) characterization under one Sun excitation was carried out using the solar simulator. It enabled a preliminary verification of the degradation that occurred within the second sample absorber surface and CIGS/CdS interface.

Then, two sets of TRPL decays acquisitions were made on each sample:

The first set consists of exciting the sample starting with an 850 nm excitation followed by lower excitation wavelength values with a step of 50 nm until a 450 nm excitation wavelength is reached. The changing time of the different excitation wavelengths is equal to 10 seconds. For each excitation wavelength, a TRPL decay is acquired. This set will be referred to as Set 1.

The second set of TRPL decays acquisitions immediately follows the first set with a reversed order of excitation wavelengths. The sample is therefore initially excited using a 450 nm excitation wavelength followed by higher wavelength excitations until an 850 nm wavelength excitation is reached. This set will be referred to as Set 2.

The purpose behind this experimental procedure is that using a wide range of excitation wavelengths progressively probes the carrier dynamics within the CIGS absorber surface, as well as the CIGS/CdS interface and a portion of the CdS itself.

In order for the interpretations not to be a function of the incident excitation power but only a function of the localization and the density of the metastabilities, the two sets of experiments were carried out while maintaining a fixed incident photon excitation flux at 1.4x10 15 photons/pulse/cm 2 . Now that the problem has been positioned, the work can consequently extend to the study of the behavior of minority carrier dynamics following the activation of metastabilities in CIGS solar cells.

Basic Characterization

From the corresponding dark J(V) curves, the dark saturation currents J01 and J02 were extracted for both samples and compared by fitting the two-diode model equation:
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In Table 3.1, the photovoltaic parameters of the two samples are presented.

Preserved Sample (Sample 1)

Air The performance degradation of the sample whose absorber has been air-exposed can be clearly noticed.

It actually affected every major performance parameter leading to a significant drop in the cell power conversion efficiency.

By examining the values of the dark saturation currents J01 and J02, one can observe that the values of J01 are close in both cases. On the contrary, the air-exposed sample exhibited a value of J02 two orders of magnitude higher than the preserved sample. J02 is typically related to the quality of the absorber surface and the space-charge region (depending on whether the Fermi level is pinned or not), whereas the first saturation current J01 is generally linked to the performance and properties of the absorber bulk [START_REF] Scheer | Chalcogenide photovoltaics[END_REF].

This is coherent as the degradation is not expected to be localized in the quasi neutral region.

A further investigation indicates that in the case of the air-exposed sample an important crossover between its dark and light J(V) curves exists , whereas in the case of the sample that has been preserved under vacuum conditions, these curves exhibited a less pronounced crossover, close to superposition. It has already been shown that a crossover between a solar cell dark and light J(V) curves can be linked to a significant defects density located at the absorber/CdS interface [START_REF] Scheer | Chalcogenide photovoltaics[END_REF]. Such observation supports the hypothesis regarding the localization of the degradation at the surface of the air-exposed sample. 



were found to be equal to In order to prove that these trapping defects are indeed metastable and that our finding are compatible with an optical blue photon recovery effect, we excited the sample using an 850 nm wavelength directly after the 450 nm that lead to the transition to the mono-exponential decay in Figure 3.12. Interestingly, we can see that even though the same excitation wavelength is used, the 850 nm leads to a double exponential decay in Figure 3.12 and a mono exponential decay in Figure 3.13. We can therefore explain this phenomenon by an optical blue photon recovery effect. The blue light eliminated the effect of trapping defects that play the role of absorber/buffer layer interface metastabilities.

Hysteresis cycle of the "DCD" parameter

In order to obtain a deeper insight on the observed shift in the minority carrier dynamics, the evolution of the DCD parameter is plotted for both samples and for both Set 1 and Set 2, as a function of the excitation energy. As the excitation energy is increased, it can be seen that for both samples, the DCD parameter tends to converge towards unity. It can be interpreted as defects becoming activated and increasingly "filled" by optical means. When DCD tends to unity, recombination centers-related events are predominant over the non-radiative trapping events. This corresponds to the measured mono exponential decay.

Another feature regarding the convergence of the DCD parameter is the fact that, for both studied solar cells, a sudden increase of the DCD value is obtained when the excitation energy becomes greater than 2.3 eV. This is related to the bandgap energy of the CdS buffer layer that is equal to 2.4 eV. This eventually reflects the importance of the effect of interface metastabilities on the photogenerated minority carrier dynamics.

The sudden transition of the DCD towards unity at 2.3 eV, is a direct indication of an activation of the underlying buffer layer metastabilities. Such effect has been observed under blue-light illumination using electrical measurements such as admittance spectroscopy and capacitance-voltage profiling [125].

Sub Gap Modulated Photo-Current Spectroscopy [126] has also been used for investigating the metastabilities of alternative buffer layers and its behavior under thermal annealing and light soaking. In comparison with these electrical studies, the main advantage of the presented work is that it offers a contactless optical alternative for the study of these metastabilities. It provides crucial information such as the quantification of the evolution of minority carrier dynamics following metastable defects activation.

Finally, according to the second experimental set of acquisitions, a complete activation and saturation of the interface defects induced a hysteresis cycle of the DCD parameter in both samples. In fact, it can be noticed that the value of the DCD parameter becomes independent of the excitation energy as the interface and surface defects remain activated (DCD ≥ 0.95). The underlying dynamics are still governed by direct recombination events. This is not the case of recombination centers whose signature of the TRPL decay is constant, irrespective of the excitation wavelengths.

Hysteresis cycle of the carrier trapping lifetime

As previously mentioned, two minority carrier lifetimes are extracted in the case of a double exponential decay: The corresponding minority carrier recombination lifetime c Re  exhibits a uniform behavior characterized by constant lifetime values. This is evidence that c Re  characterizes direct band-to-band recombination events that are not influenced by the value of the excitation energy as long as the latter is greater than the bandgap energy. It can also be seen that Sample 1 exhibited higher values of ) ̅̅̅̅̅̅̅̅̅ = 2.01 ± 0.13. This validates the nature of this short decay lifetime and consequently highlights its potential in detecting a better minority carrier dynamics quality, hence, a better material quality. 

Furthermore, the analysis of

Brief Conclusion

We established a methodology in this section that offered a new application of time-resolved photoluminescence techniques. We prove that the latter can be an efficient characterization tool for the understanding of the physics of metastable defects activation and its effect on the minority carrier dynamics of a particular CIGS solar cell. This effect is shown in this study by an underlying hysteresis phenomenon regarding the minority carrier dynamics following the activation of the metastabilities. For instance, this contactless characterization method is used as a comparative technique between different
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P(t) is the laser pulse temporal profile , P0 is the actual peak power which is equal to 23.5 mW, τp is the laser pulse width which is equal to 6 ps.

From the laser pulse temporal profile, we deduce the temporal profile of the incident photon flux  using:
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, with λ the excitation wavelength.

Three different populations of states are defined here: N1, N2 and N3. N1 is the population occupying the valence band, N3 is the population occupying the conduction band and N2 is the population occupying the accessible shallow trap states. The densities of accessible states with the CB and the VB are considered as infinite reservoirs compared to that of the shallow traps which we denote here as ΨD and aim to determine its value.

In order to describe the dynamics behind the experimental decays, the system considers three different types of events: Firstly, direct carrier recombination events, such as SRH and band-to-band recombination. The corresponding lifetime τRec is extracted from the initial fast part of the experimental time-resolved photoluminescence decay. The second and third type of events will be related to the existence of the shallow trap states. In particular, traps capture charge carriers and then emit them by means of thermal activation. Consequently, a capture lifetime τCap and an emission lifetime τem are defined. Experimentally, the identified long lifetime τTraps that has been attributed to the shallow traps, is the result of capture and emission events.

A more complete version of Figure 3.1 is provided by Figure 3.16 below that takes into account all of the key quantities introduced in this section: Now that all of the parameters have been defined, we were able to establish the system of differential rate equations that replicates the experimentally probed carrier dynamics:
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The generation which takes place during τ p is written as:

      p dt t nm nm R G     0 ) ( ) 700 ( ) 700 ( 1 (3.7) 
R (λ=700 nm) is the reflection coefficient that is found to be close to 20%. Г(λ=700 nm) is the photo-penetration depth which is estimated at 1 µm.

In order for the shallow trap states density to be the only unknown parameter, the capture and the emission lifetimes need to be calculated. The values of these lifetimes are dependent on the properties of the material shallow traps. In other terms, one needs to determine the nature of the shallow trap (donor or acceptor), its energy level E t and its capture cross section σ e .

Theoretical calculations [36] and capacitance spectroscopy measurements [114][115] established a list of the possible carrier traps in a Cu(In,Ga)Se 2 absorber. Our choice of the trap level characteristics will be the one that leads to the smallest reconstruction error of the time-resolved luminescence decay.

One particular study [115] showed that at room temperature, the electron trap level that exhibited a dominance in its activity ( in terms of emission and capture rates) over the other trap levels is a donor level In Cu ++ located 0.34 eV below the absorber conduction band. Its capture cross section is equal to 4x10 -13 cm 2 . Firstly, this particular electron trap among many others fulfills the above selection criteria regarding the minimization of our decay reconstruction error. Secondly, in one of our previous works [START_REF] El-Hajje | Solar Energy Materials and Solar Cells[END_REF] we showed that the shallow trap states present at the absorber/buffer layer interface govern the TRPL decays obtained on CIGS solar cells. Finally, a study found in [127] also proved the existence of an interface defect present at 0.8 eV above the valence band for a bandgap of around 1.15 eV which means that is located at the same energy position of the latter electron trap level. In our upcoming discussion we will demonstrate on multiple occasions that this is indeed the type of trap states that exist within the devices we are studying.

In order to take into account any additional uncertainty driven by the choice and calculation of the trap energy level, we'll consider the presence of an energy distribution of this particular trap state.

Therefore, in the upcoming calculations, a Gaussian distribution of electron trap states has been chosen with a central value of 0.34 eV and a full width at half-maximum (FWHM) value of 100 meV. (The outcome variation of our solution is less than 5 % for a FWHM as high as 150 meV). Now that the properties of the trap states are determined, the emission and the capture lifetimes can be calculated as follows:
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υ th is the thermal velocity, k is Boltzmann's constant and T is the temperature.

The numerical procedure consists of varying Ψ D over a large array of different values. For each value, the system of rate equations in (3.27) results in a decay TRL Num that is a reconstruction of the experimental one TRL Exp . The optimization procedure then selects the value of Ψ D for which the reconstruction error is minimized. The latter error is calculated over the whole set of decay points N p and is expressed as:

p N i Exp Num Exp N x i TRL i TRL i TRL p                     1 100 ) ( ) ( ) (  (3.9)
We obtain values of ξ varying between 2% and 7%. These operations are repeated for all of the experimental decays.

In Figure 3.17.a below, we illustrate how the solution of the system of rate equations results in a reconstruction of the experimental TRPL decay. Figure 3.17.b illustrates how the reconstruction is made using an array of trapping defects density values and how the optimization algorithm choses the value that leads to a minimum of reconstruction error. In the present example, the reconstruction error ξ is equal to 5% and the corresponding ΨD is equal to 4.7x10 14 traps/cm 3 .

(a) (b) The obtained values exhibited weak power dependence and fluctuations ranging from -4 % to +4% with respect to their average value of 1.06x10 15 cm -3 . traps.cm -3 as the injected current flux is increased from 0 up to 6.45x10 14 cm -2 .s -1 . In addition, ) ( Inj D J  exhibits a linear behavior. A linear fit is thus applied to the obtained values as seen in Figure 3.19.a.

Application current injection

The electrical generation Gelec is then added to the system of the rate equations in order to take into account the effect of electrical carrier injection. It consists of a constant number of carriers electrically injected during the time-resolved experiments. Once again, the correction here consists of updating the number of electrically injected carriers and hence taking into account the excess carrier populations that it induces. Similarly to the case of excitation power dependent TRPL decays, the obtained values of the trap states density exhibited fluctuations ranging from -6% to +4% as seen in Figure 3.19.b.

Discussion on the application to the photo-excitation intensity-dependent and current injection-dependent time-resolved luminescence decays

We were so far able to prove (Figures 3. we were able to find the actual value of the trap states density to be equal to 1.05x10 15 cm -3 .

From the TRPL(ϕ) & TRL(Jinj) experiments, we proved that our model is self-consistent with respect to a variation of the incident excitation power and the injected current, when the latter are taken into account. This was proved by the constant value of

) ( D  that it provides.
From the TRPL(ϕ) experiments, we see that only one contactless measurement of a TRPL decay, is needed for the calculation of the shallow trap states density. Apart from being contactless, this represents an additional advantage of the presented technique.

The effect of the trapping defects density on global photovoltaic performance

At this stage we will test if our defect quantification method can be used as a reliable indicator of thin film PV solar cells performance. In other terms we will try to evidence the existence of a link between a trap states density derived from TRPL experiments using our method, and the standard PV performance indicators such as its short-circuit current Jsc , open-circuit voltage Voc, its fill factor FF and its power conversion efficiency η.

To do so, standard J(V) characterization will be performed on five CIGS solar cell devices. We proceeded by depositing a metallic grid on top of complete CIGS device. This resulted in a matrix of CIGS solar cells with equivalent surface areas. All five devices therefore have the same structure and type of layers.

Additionally, the CIGS absorber was prepared using the same three-stage co-evaporation process. For each device, all of the performance parameters are extracted (see Table 3.2). For device number 2, we intentionally exposed its absorber surface to air before the deposition of the buffer layer. For the four remaining devices, the absorber surface was preserved under vacuum.

Then, we perform a single acquisition of a TRPL decay on each CIGS device. Using our previously developed method, we finally extract the value of the trap states density within each device.

According to Figure 3.20, the open-circuit voltage of the device decreases from 0.7 V to 0.42 V as the trapping defects density increases from 2.98x10 14 traps.cm -3 to 6.6x10 15 traps.cm -3 .

Then, by applying a two-diode-model fit to our obtained J(V) curves, we also extracted the corresponding dark saturation current J01 & J02. This helped us identify if the trapping defects that we are quantifying are located in the bulk of our absorber (J01-dependent) or close to its surface and interface with the CdS buffer layer (J02-dependent). According to Figure 3 Finally, it is to be noted that device 2 exhibited the highest J02 and D  value amongst all of the investigated devices. This confirms the intentional degradation of the quality of its absorber/buffer layer interface. As for the four remaining devices, the differences between the {J02, D  } values are most likely due to the device fabrication processes that produce a spatially inhomogeneous quality of the absorber/buffer layer interface. This hypothesis is supported by a recent study made by Paul et al. [129] showing that using the nano-DLTS technique, a spatially-resolved correlation exists between the electrical traps and the physical structure of the CIGS solar cell. In the literature, several studies investigated the effect of trapping defects on the overall PV device performance. One study was able to extract the trapping defects density based on the TRPL decays of GaAs heterostructures [82]. The authors of the latter work established a correlation between the trapping defects density values and the material growth rate.

For CIGS-based technologies, some studies intentionally varied the defects density levels in the material by either changing the selenium supply levels [128] or the gallium content [127] .Even when the gallium content was changed from 0.0 to 0.8, the defect bandwidth and its position relative to the valence band remained constant. The defect density, calculated using DLTS (Deep Level Transient Spectroscopy), is found to approach midgap and act as SRH recombination centers. This study however was not conclusive regarding the effect of trapping defects on PV performance as the increase in the Ga content itself directly increases the Voc as the bandgap energy is increased. The other PV parameters consequently change also, making it difficult to study distinctly the impact of trapping defects.

In Ref [128] however, the study focuses on the effect of one particular type of defects which is the wellknown ((In or Ga) Cu) defects near the CIGS surface. It is the same type of defects that is at the center of our study. Ref [128] shows that as the Se supply level is decreased, the density and hence the effect of this type of defects becomes more significant in terms of PV performance degradation. It was also shown that the device with the higher Se supply level exhibited the highest Voc, regardless of the applied temperature. We can finally deduce from Ref [128] that a decrease in the Se supply level, induces deeper level defects that progressively cause inferior performance of the CIGS device , in particular , lower Voc values.

In addition to the J02, Table 3.2 shows that it is the open-circuit voltage that revealed a dependence on the device shallow trap states density amongst all of the standard PV performance parameters. We deduce that the thin film CIGS device that suffers from the highest trap states density is expected to

have the lowest open-circuit voltage. On the one hand these results come in good agreement with the study done in Ref [128] where the highest density of ((In or Ga) Cu) defects ( (InCu ++ in our case) induced the lowest Voc. On the other hand, this validates once more, the type and characteristics of the trapping defects that we are studying here.

An attempt at a quantitative optical spectroscopy of trapping defects

So far, we have successfully demonstrated how to extract the trapping defects density of a CIGS solar cell based on the mere analysis of its time-resolved luminescence decays. We showed that regardless of the photo-excitation power or the amount of electrically injected carriers, our method is robust and selfconsistent. However, we remind that by also varying the incident photo-excitation energy, we were able to develop an application for the optical study of metastabilities in CIGS. Once again, and based on the variation of the excitation wavelength, the potential of a new and innovative application, surfaces.

Knowing that the trap states possess an energetic distribution within the band gap of a semiconductor, we imagined that from each of the time-resolved photoluminescence decays corresponding to specific excitation energy, we can extract a specific trapping defects density. And, by finally plotting these densities as a function of excitation energy, we can hope to establish a sort of contactless spectroscopy of the active trapping defects density distribution.

If we carefully examine our system of rate equations in (3.6), we notice that it doesn't take into account the effect of any variations in the excitation energy. So far we have upgraded it so it can take into account the variation of power and injected current. Our goal is to modify it so it can correctly take into account the effect of excitation energy variations.

From an exploratory point of view, we start by leaving the set of rate equations in its present state, we then apply our developed method to the previous set of excitation energy-dependent TRPL decays of Section 3.2. For each TRPL decay a ΨD is extracted. It is then plotted, along with the DCD parameter, as a function of the excitation energy: This might be a preliminary indicator of a quite stable distribution of traps within the probed energetic depth of the CIGS stack. However, once the energy exceeds 1.8 eV we notice a decrease in the probed active trapping defects density as a function of the excitation energy. Finally, we focus on the excitation energies greater than 2.3 eV. For these energies, we previously observed and interpreted the sudden transition of the DCD towards unity. We found that it corresponds to complete occupation of the metastabilities acting as interface trapping defects. And for these high energies in particular we can see from Figure 3.21 that our method converges towards ΨD values that are strictly equal to zero. Due to the absence of the correction from the excitation energy variation and if we define these ΨD values as the probed active trapping defects densities, then, this evolution is expected.

Continuing on an exploratory note, we propose now a modification of (3.6) in order to better mimic the effects of excitation energy variations.

We know that, for the same incident photon flux, the occupation of the traps states distribution varies as a function of the excitation energy as energetically deeper traps are probed. The excitation energy can therefore modulate the occupation of the traps distribution.

So far, this occupation function has been expressed in (3.27) as

D occ N f   2 .
In this case, the occupation probability is:

D occ N P    2 1 (3.10)
Let's explore the following solution that may correct the occupation probability from the effect of excitation energy variations: Let's implement into (3.10), a parameter that reflects a quantity that has no dimension like the latter probability, and whose dependence on the excitation energy is well known. To us, it seems that the best candidate is the "DCD" parameter.

Let's consider the following particular case: For a constant incident photon flux, and for a DCD equal to unity, we are certain that no event of carrier capture can take place, and that, in this case, the new occupation probability is equal to zero and takes into account both the photo-excitation intensity and the excitation energy effects. Here's how we propose to express this new occupation probability: (3.11) This new expression (3.11) represents a trap occupation probability modulated by the effect of the incident excitation energy under constant flux.
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Our new system of rate equation is now written as:
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Let us now illustrate the evolution of ΨD as a function of the excitation energy, based on the new system of rate equation in (3.12):

Discussing the choice, the limitations and relevance of the physical model

In this section, we would like to detail our choice of this adapted numerical approach, its relevance when compared to the methods used in the literature, as well as its limitations.

First of all, the recombination terms in our system of rate equations (3.6) reflect a mono-molecular regime. This choice of rate equations is coherent and in accordance with our results in Figures 3.6 and 3.7 where a mono-molecular recombination regime has been identified.

Second of all, we can find in the literature many theoretical studies that elaborate carrier dynamics in CIGS solar cells under pulsed laser excitation and in the presence of trapping defects [START_REF] Maiberg | [END_REF]164]. In particular, the authors of these studies, perform simulation works using a system of rate equations that is similar to ours (equations 3.6). Using their theoretical work, they were able to analytically relate their simulated capture and emission lifetimes to the long characteristic lifetime of the TRPL decay.

Therefore, such studies have the advantage of providing a robust, complete understanding of the carrier dynamics in CIGS under the presence of trapping defects. However, a main drawback of these studies is that they are only valid under a quite low injection regime at approximately 10 9 photons/pulse/cm 2 .

From an experimental point of view, it is very challenging to extract a good TRPL signal quality under such excitation flux. An experimental work on CIGS found in [165] adapted the theoretical findings in [START_REF] Maiberg | [END_REF]164] in an attempt to quantify the trapping defects density behind the TRPL decays, but without respecting the low excitation regime conditions. This resulted in a poor fitting quality of the experimental TRPL decays using the theoretical set of rate equations developed in [START_REF] Maiberg | [END_REF]164].

In our case, given the adapted photo-excitation fluxes, we are in the presence of a high injection regime.

Therefore, and based on the previous discussion, we did not apply the theoretical findings of [START_REF] Maiberg | [END_REF]164] as the injection conditions won't be respected. This led us to the development of the set of rate (equations 3.6). A first limitation of our choice is that we probably won't be able to test our approach on low injection regime TRPL decays. A second limitation is the absence of theoretical, analytical solutions that express the long experimental decay lifetime traps  as a function of the different parameters of the set of equation (3.6). However, it is important to be noted that our work logic was device orientated. This means that our priority was first of all, to correctly reconstruct the experimental TRPL decays, and then extract the corresponding trapping defects density. Second of all, our priority was also to test the validity of the extracted densities. This was tested by correlating our findings with the basic photovoltaic performance parameters. This aspect allowed confirming that TRPL can be used as a reliable, quantitative performance indicator.

Finally, to conclude the discussion with a perspective, we strongly believe that on the theoretical side, further studies should be able develop the phenomenological aspect of high-injection TRPL studies in a CIGS material. Doing so will finally bring together all of the theoretical, simulation and experimental aspects of TRPL studies in CIGS under either low or high injection regimes.

Chapter IV.

Quantitative luminescence-based imaging of optoelectronic properties of thin film PV devices

Introduction

Different spatial inhomogeneities are found on CIGS materials and devices. They can consist of bandgap variations owing to composition variations, inhomogeneous series resistances, defect concentrations and electrostatic charges. For example, some photovoltaic properties a CIGS solar cell were found to be particularly inhomogeneous such as the band gap energy [130,133], the external quantum efficiency [134], the quasi-Fermi levels splitting [135] (Δµ) and the current-voltage characteristics [START_REF] Helbig | Solar Energy Materials and Solar Cells[END_REF]. Numerous studies investigated and quantified these spatial fluctuations by analyzing the luminescence emission of these solar cells [START_REF] Mundt | [END_REF][138][139][140][141][142].

They can be observed from micrometer scale (intrinsic inhomogeneities) to centimeter scale or more (inherent to the deposition process). Such inhomogeneities will reduce the efficiency by, for instance, increasing the global saturation currents and the ideality factor [130,131].

Non-intuitive strategies can be used to prevent such effects. As an example, it was found that an increased series resistance of the ZnO:i may be beneficial, by reducing the influence of the poorest quality parts of the cell [132]. Moreover, a better understanding of the relations between local and global performances is needed.

The presence of such inhomogeneities is not accounted for using standard macroscopic characterization methods although local optoelectronic properties variations were shown to have an influence on the global photovoltaic performance of the device [131]. For example, a simulation work [64] found that local fluctuations in the maximal obtainable open-circuit voltage of the solar cell most likely arise from inhomogeneous charge transport properties. In particular, the authors of this work showed that by simulating different minority carrier lifetimes, they obtained different spatial profiles of the quasi-Fermi levels splitting. This chapter will be dedicated to the study of the origins behind the micrometric fluctuations of the optoelectronic properties of CIGS solar devices. In particular, we will add the spatial dimension to the results of the previous chapter where the properties of the CIGS device we locally quantified based on the analysis of the luminescence emission. In order to compare such homogeneous behavior in contrast with the Jsc case, we start by reminding that measuring a local voltage using local confocal excitation under open-circuit conditions is not equivalent to measuring the actual local Voc of the solar cell. This has been demonstrated by the study found in ref [64].

The relation between Voc and the Jsc is well known and expressed as: When examining the two data clouds, we can initially deduce that in the case of the 532 nm excitation a narrower data cloud is obtained when compared to the case of the 750 nm excitation. From this we deduce that the electrical performance is more spatially inhomogeneous under the 750 nm excitation. This can be explained by the more important spatial presence of the still unsaturated metastabilities in the material under an insufficient excitation energy.
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Secondly, another key observation here concerns the linear tendency of the two data clouds. This is an indication that in our case, the Jsc is not linked to the voltage by a single exponential component but more likely, double exponential components. Therefore, a more accurate mathematical description in J01 & J02 are the n=1 & n=2 dark saturation currents respectively. We remind that these two types of current were quantified in Chapter III in order to discuss the effect of metastabilities.

Fitting the two data clouds using equation (4.2) allowed us to extract the two saturation currents, for both excitation wavelengths. We find: One of the evidence of reduced trapping activity of the charge carriers under sufficient excitation energy is the previously quantified gain in short-circuit current. Here, the stable value of bulk-related J01, and the decrease in the defects-related J02 dark saturation current form a second evidence of the electrical performance shift under metastabilities activation. The change in performance is quantified in this section in terms of local values of electrical parameters and in terms of change in their spatial behavior and homogeneity. We would like to remind that similar results were obtained in Section 3.3.2 of the previous chapter while investigating the hysteresis phenomenon for carrier dynamics using excitation energy-dependent TRPL studies. In both the present and previous cases, the J01 remains constant, only J02 varies significantly. This means that in both studies, we are looking at metastabilities at the SCR/interface of the CIGS absorber/buffer layer.
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Quantitative optical mapping of trapping defects-induced variations in PV performance indicators

In this part, we quantify the effect of metastabilities on the performance of CIGS solar devices at the micrometric scale using luminescence mapping.

4.2.2.1

Mapping the effect of light-soaking on the quasi-Fermi levels splitting deduced from electroluminescence imaging

In this part we quantify the shift in device performance under light soaking. In particular, we perform hyperspectral imaging of the electroluminescence signal of the micro CIGS solar cell. The first experiment is performed after placing the solar cell in dark conditions where the metastabilities are in relaxed state. We then light-soak the sample during 1 hour using the solar simulator. The second experiment is immediately performed under the light-soaking. For both experiments, we calculate a map of the quasi-Fermi levels splitting Δµ. Both maps are then compared and the difference is quantified.

We start by recording a spatially and spectrally resolved electroluminescence maps of our solar device under a 0. after which the accessible density of metastabilities is filled. We can therefore consider the effect of electrical bias application to be weak enough for us to clearly see the effect of optical light soaking.

The maps are then calibrated and expressed in absolute photon flux units as seen in Figures 4.5 This represents an evidence of the effect of light soaking. In some areas of the micro CIGS solar cell, the luminescence intensity is increased by a maximum of three folds.

The boost in the EL intensity translates into a boost in quasi-Fermi levels splitting of the studied solar cell. In order to quantify the potential Δµ boost we apply the generalized Planck's law (Eq. 1.26 where the absorptivity is replaced by the EQE of the device) to both maps and then calculate the Δµ maps expressed in eV as seen in Figures 4.6 meV increase in quasi-Fermi levels splitting. However, depending on the spatial distribution of the trapping defects that are at the origin of the metastabilities, the light-soaking enhancement will be spatially inhomogeneous. In particular, the "performance healing effect "will be spatially dependent. By comparing the two Δµ maps we were able to spatially resolve the positive increase in Δµ that we denote as   µ   also expressed in eV: We can see the Δµ boost varied between 0 and 26 meV. We can also deduce that the majority of the micro CIGS solar cell did not exhibit any change in its Δµ. Which could be a good sign. The case we have here contains only localized important densities of metastabilities.

4.2.2.2

Micrometric mapping of charge carrier lifetimes and trapping activity Such dependence has been proven at the local scale in one of our recent works [START_REF] El-Hajje | Solar Energy Materials and Solar Cells[END_REF]. In this present part, this dependence is proven again but this time at the global solar cell scale and its nature is revealed.

Mapping the micrometric losses in quasi-Fermi levels splitting

Using the HI system, the entire solar cell area is homogeneously illuminated with a photo excitation intensity equivalent to 450 Suns at 532nm. Under these conditions, the solar cell operating points are represented by a short circuit current Jsc=12.73 A/cm 2 and an electrically measured open-circuit voltage Voc=0.783 V.

We start by calculating the Δµ map expressed in eV as seen in Figure 4.14.  that is equal to 0.789 eV. A close match is found between the optically determined central Δμ value and the electrically measured Voc that equals 0.783 V. Such spatial fluctuations have been explained by local transport properties difference rather than local voltage differences. In fact,

given the small scale of the cell, it could be considered equipotential.

An initial visual assessment of Figure 4.12 and Figure 4.14 reveals spatial anti-correlation between the two maps. Given the different spatial resolutions of the two systems, we applied a resolution interpolation algorithm on both maps so they can be correctly compared and correlated. In order to quantify such correlation, the data points of Figure 4.14 are plotted against those in Figure 4.12, pixel per pixel. The result can be seen in Figure 4.15: 
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In Eq. (4.3), Jsc and rad J 0 are the solar cell short-circuit current density and the radiative dark saturation current density, respectively. rad J 0 is calculated as follows: Based on contactless TRPL measurements we thus evidence at the micrometric scale and in an absolute quantitative way, the different losses in PV performance due to the existence of trapping defects at the interface.

Investigating the effect the photo-excitation energy

We have so far demonstrated that through a combination of the spatial, spectral and temporal We start by performing excitation-energy dependent, spatially-resolved and time-resolved photoluminescence measurements on the CIGS solar cell. For each excitation energy, we thus deduce a single map of the trapping defects density. We remind that our losses in Δµ in . From an experimental point of view, it was impossible for us to perform excitation energy-dependent maps of Δµ. Therefore, we looked for an alternative using only the scanning confocal microscope. We know that for a given excitation energy, for each TRPL decay, if we apply equation (4.2) we can calculate the total luminescence intensity. Then, according to the generalized Planck's law, we know that the quasi-Fermi levels splitting is logarithmically related to this total PL intensity. We have learned from our previous excitation-energy dependent TRPL studies that once the excitation energy becomes high enough to activate interface trap states, a significant change in the carrier dynamics is observed. In particular, for excitation wavelengths greater than 600 nm the behavior of the material charge carriers is quite constant. These previous observations are once again confirmed by In order to go deep in our analysis, we aim at investigating the spatial behavior of the extracted photoluminescence decays within particular regions of the studied solar cell. In particular, we are interested in studying the evolution of the carrier dynamics near the metallic contacts and the solar cell edge. Therefore, we focus in Figure 4.18 on a region (highlighted in the blue rectangle) that includes both the metallic contact and the solar cell edge. For the selected region, we extracted the corresponding time-integrated TRPL intensity map. Given the known physical dimensions of the metallic contact, we were able to extract pixel/µm ratio and transform our pixels axes into a physical length expressed in µm.

The calibrated map is illustrated in Figure 4.20: The region that contains the metallic contact is the black stripe in the upper edge of Initially, we can detect a certain intensity gradient whereby the integrated luminescence intensity decreases as we move away from the central area, towards the contact and edge areas. Such gradient reflects different carrier recombination and dynamics. In order to quantify this gradient, we illustrate in The intensity profile presented in black corresponds to the maximum intensity point of the time-resolved luminescence decay (i.e. sub-image 1 of Figure 4.18). We can see the profile is relatively monotonous compared to the remaining profiles where the central gradient is pronounced. We can see that the profiles become narrower as a function of time. This means that the intensity gradient towards the center becomes more important.

Given that carrier recombination gives rise to observed PL intensity, these profiles actually reflect their spatial distribution. For the very first frame, the intensity profile arises from a rather uniform carrier distribution. At this very instant the photogenerated carrier concentration is at its maximum. The charge carriers are not drawn by contact and edge recombinations. However, as their concentration decreases as a function of time, the carriers become increasingly influenced by several mechanisms and their migration towards the contact and edge becomes greater. This explains the sharper intensity profile which is the representation of their dynamics towards these two areas where they recombine. Indeed, the steepness of the profiles in the contact and edge regions will depend on the corresponding surface recombination velocities. Different carrier behavior as a function of their spatial position, should lead to different time-resolved luminescence decay dynamics.

To illustrate such fact, we extract three different TRPL decays, each corresponding to one of the particular areas that we define here as area A for the edge, area B for the center and area C for the contact (see Figure 4 This comparison however is only valid for the first part of the TRPL decays. For the remaining part, we obtain quite similar TRPL decay dynamics. This is a first hint according to which we can conclude that the first part of the decay is related to edge and contact recombinations. The second longer part being spatially-independent, probably points out towards bulk recombination within the GaAs material.

Still on a qualitative side, we can also notice that the intensity decays faster in the edge region in comparison with the contact area. This difference probably arises from a faster surface recombination velocity at the edge of the GaAs solar cell.

To quantify all of these differences in TRPL dynamics, we start by fitting the three decays using simple exponential-based models. Firstly, the fitting converged using a double exponential decay model for the central, contact and edge area decays. Whereas for the contact and edge regions, double exponential decay model is needed.

Based on these observations, we define 2  as the recombination lifetime that mainly characterizes the bulk of the GaAs material, . At this stage, we speculate that it is a type of a latency lifetime where carriers generated at the central area, decay much slowly before their concentration becomes small enough to be influenced by the transport towards the edge and the contact.

Further investigation is needed in order to confirm its nature.

In our case we obtain: 

 

We learn from these fitting results that the studied GaAs material has an effective bulk recombination lifetime of 2  that possesses a constant component of around 32 ns modulated by a spatial dependence on the edge and contact recombinations.

We also learn that its photogenerated carriers recombine twice as faster at its edge than at its contact area.

GaAs solar cell -A numerical study & material properties extraction

In order to deepen our understanding of the underlying physics behind the previous TFRLIM experiment on the GaAs sample, we refer to a numerical study. In particular, our objective is to model the behavior of the carrier dynamics in a GaAs material at both temporal and spatial scales. Then, after a successful mimic of the experimental results, we vary the parameters of the simulated material until a match is obtained between the decays in Figure 4.22 and the simulated ones. This operation will help us extract the electronic properties of our GaAs sample.

Our numerical too consists of Matlab toolbox called pdetool where pde stands for Partial Differential Equation. The procedure consists of an initial definition of a medium with fixed dimensions, in which we will map the spatial behavior of the carrier distribution. The numerical tool then allows us to simulate time-resolved, spatial carrier distribution which corresponds to a TRFLIM experiment. With such configuration, the toolbox will handle the partial differential equation:

f au u c t u d        ) .( (4.6)
In the scope of our numerical study, we define the following parameters that will be used to solve (4. As mentioned above, our goal is to mimic the spatial and temporal behavior of the excess carriers obtained in the experimental section. For the central regions the bulk characteristic lifetime and the diffusion coefficient were varied until a temporal and spatial match are found. Whereas for the edge and contact regions, Moving from the spatial to the temporal dependency, we plot again the vertical intensity profiles taken from each simulated TRFLIM image: The simulation work revealed that indeed, the surface recombination velocity at the edge is double the surface recombination velocity at the contact of the solar cells confirming the initial guess from the experimental data.

This adds as a quantitative agreement between the experimental and simulation TRFLIM studies and helped determine key electronic properties of the GaAs solar cell.

Based on these findings, we are also able to calculate the carrier diffusion length In our case, by considering that the mobility is mainly dependent on the doping density of the material, we estimate that our GaAs material has a doping density of 

Conclusion

My PhD work was dedicated to the development of new luminescence-based characterization methods of thin film solar PV devices. We started by revisiting and upgrading the analysis of time-resolved photoluminescence decays on CIGS solar cells. This lead to a physical model that explained the different experimental tendencies of TRPL decays on our samples. Our revisited explanation of the TRPL decays in CIGS distinguishes and quantifies the effect of recombination centers and the effect of shallow traps. This allowed us to develop a new application that resulted in an all-optical study of the well-known metastabilities in CIGS devices. This first achievement represents a contact-less alternative for the typical electrical studies. In addition, our methodology showed that thanks to its excitation energydependence, it is possible to estimate the physical location of these metastabilities. In our case we were able to deduce that the latter are mainly present at the absorber/buffer layer interface.

Our second achievement was inspired from the first one. Our experimental understanding of carrier dynamics and its behavior under the influence of traps led to the development of a system of rate equations. The latter replicates the experimental TRPL observations. Once coupled to a developed optimization algorithm, we managed to reconstruct the obtained TRPL decays with less than 5% relative reconstruction error. Most importantly, our developed TRPL decay reconstruction methodology has a single output, which is an estimation of the PV material trap states density. Applying our work to a set of different CIGS solar cells, revealed a correlation between the open-circuit voltage and SCR-related dark saturation current and the trapping defects density that we quantify. In addition to its quantitative nature, our optical tool is also able to predict a PV performance and quantify the properties of the CIGS absorber/buffer layer interface. However, this quantitative section was concluded by listing some its major limitations and the ambiguities that it can suffer from, especially when it comes to the values of the some of the simulations parameters and their validity. Therefore, we believe that this numerical approach is promising but needs to be upgraded and improved.

The third major step of my PhD was to apply all of the previous findings at the global solar cell scale. In other words, we set off by mapping our previous findings, at the micrometric scale. This had initially involved a micrometric mapping of the carrier dynamics using spatially-resolved and time-resolved photoluminescence measurements. This was followed by optically mapping the material trapping defects density using our developed method. We examined and analyzed their inhomogeneities and found direct spatial correlation between the way charge carriers behave and the trapping defects density.

Given that we have already discovered a correlation between the global open-circuit voltage and the trapping defects density, we wanted to test if this correlation is valid at the micrometric scale. Therefore, using the hyperspectral imager, we acquired spatially-resolved and spectrally-resolved absolutely calibrated photoluminescence images. Applying the generalized Planck's law led to the calculation of a map of the absolute quasi-Fermi levels splitting that represents the maximum-obtainable open-circuit voltage. The comparison of the latter with the trapping defects map revealed a linear correlation between the two maps. From this, we were able to predict the absolute losses in open-circuit voltage due the presence of traps. This prediction was made for every micrometer of the solar cell. The final result is a complete map of the absolute losses in PV performance. This revealed particular regions where the loss in performance in maximized.

The final major step of my PhD project was dedicated to the design and the development of a new optomechanical setup at IRDEP. The latter was built to perform time-resolved fluorescence lifetime imaging (TRFLIM) experiments. I detailed in my manuscript the different building blocks of this project. I then showed the different system characterization steps. We successfully obtained submicron and subnanosecond spatial and temporal resolutions, respectively. After completing the total setup, I have illustrated a proof of concept on a perovskite-based solar cell. This confirmed the successful operation of our TFRLIM system and helped illustrate its working principle. I ended this part of the PhD by showing an application on a GaAs sample. By using this technique and combining with a thorough simulation work, we developed an understanding of the spatial and temporal dependencies carrier dynamics in a GaAs solar cell. In addition, this helped us quantify its key electronic properties such as the diffusion coefficient, the bulk lifetime, doping density and carrier mobility. I would like to add that I summarized in Appendix A, a collaboration work on the quantification of the spatial inhomogeneites of perovskite-based solar cells by mapping its luminescence. This work done in parallel with my core PhD work, was particularly interesting for me. It gave me a hands-on research experience on perovskite material which is a rising star in the PV field and that is quickly approaching the industrialization phase given the unprecedented rise in its power conversion efficiency. I would like to thank my PhD supervisor Laurent Lombez for offering me such a beautiful opportunity.

Finally, I truly hope that we managed through this PhD, to highlight the importance of the luminescence of solar cells. We showed that by finding the right way to analyze it, one derives and quantifies a large array of key PV parameters and material properties. We successfully merged together the spatial, intensity-dependent temporal and spectral aspects of the luminescence of CIGS solar cells. This merger further widened our knowledge and understanding of the optoelectronic properties of CIGS down to the micrometric scale. We have also managed to introduce a new technique to the field of PV characterization, which is our homemade TRFLIM setup. In the future, I also hope that this setup will be exploited to further push the boundaries of quantitative, luminescence-based PV characterizations and continue to introduce new innovative applications to this field. 
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In summary, we have investigated efficient p-i-n hybrid perovskite solar cells through luminescence hyperspectral imaging. The small mismatch between the electrically measured Voc and the optically (from both photoluminescence and electroluminescence) deduced quasi-Fermi level splitting is indicative of the high quality of the perovskite absorber. Yet the spatially resolved analysis identified profound inhomogeneities in this novel type of devices. These spatial inhomogeneities appear to be related to problems with carrier extraction, leading to the limited fill factor of the cells. This hypothesis is supported by the dispersion of the spatially resolved carrier transport efficiency function, which identifies areas of the cell with severely hindered charge transport. We ascribe these losses first to local fluctuations of interface series resistance and, with a lower impact, to inefficient lateral transport. The origin of the inhomogeneities observed here is not yet clear, but its understanding would allow us to significantly enhance the performance of these already efficient photovoltaic devices. This work also demonstrated that hyperspectral luminescence imaging is a powerful tool to investigate the lateral variations of novel devices such as hybrid perovskite solar cells.
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 1 Figure 1: Annual average solar irradiance
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 2 Figure 2: Evolution of record solar cell efficiencies for different technologies until year 2016

Figure 1 . 1 :

 11 Figure 1.1: Schematic cross-section of a chalcopyrite-based thin-film solar cell.

Figure 1 . 2 :

 12 Figure 1.2: Scanning electron micrograph of the cross-section of a typical chalcopyrite solar cell with Cu(In,Ga)Se2 (CIGSe) absorber

Figure 1 . 3 :

 13 Figure 1.3: Energy band diagram of a full CIGS PV deviceIt is well known that CIGS has a large deviation from stoechiometry attributed to antisite defects, vacancies and defect clusters in the material. Zhang[37] has calculated the transition energy for a large number of defects in CIS, and the results are summarized in Figure1.4. Knowledge of the defect energies as well as their densities is an important input to develop meaningful device models. DLTS is a standard diagnostic technique for determining the trap properties such as trap energy level, capture cross section, and trap concentration.
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 14 Figure 1.4: Defect Transition Energy Diagram of  -CuInSe2 [37]

Figure 1 . 5 :

 15 Figure 1.5: (a) SEM image and (b) scheme of a microcell structure. Figure from ref [106]



  are the hole and electron capture cross-sections, respectively; and Et, is the energy level of the trap. The electron and hole concentrations are n and p, respectively, and th  is the thermal velocity that is considered identical for the electrons and holes. A logarithmic plot of RSRH versus Et -Ei shows a plateau at Et = Ei. The maximum non-radiative recombination rate occurs at defects levels that lie at or near midgap. When the defect energy level is near either band, thermal emission to the band quenches the recombination process. For the case, when Et lies near Ec the denominator term
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 161 Figure 1.6: Schematic diagram of impurity-related energy levels within the forbidden gap of a semiconductor. Levels are labeled as to whether the defect is likely to be a trap or a recombination center according to the Shockley-Read-Hall model. (taken from Ref [65]) Figure 1.6 shows the forbidden gap of a semiconductor that has several types of impurity levels. Those near the midgap position are labeled recombination centers. Also shown are levels that are designated as electron traps and hole traps. These lie near the conduction band and the valence band, respectively. The defect level described by Eq. (1.18) may be either a trap or a recombination center, depending on Et.
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  We learn from this expression, that the Auger recombination is the limiting process in the case of high doping concentrations. Hence, based on the Bube approximation for Cp, the Auger limited lifetimes for the doping densities of We conclude that the Auger limited recombination would become critical for doping densities in the order of
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 23212 is a matrix element coupling the initial and final states, density of states, reflecting the density of states at

&

  Δµ in equation (1.25) depend on the position r in the volume of the cell. The physically accessible quantity is the emission at a surface position r'. It results from an integral of the emission rate, taking into account reabsorption and reflections.

30 )

 30 This relation reflects a first illustration of reciprocity between what we inject in a solar and what actually emerges from it in a state of thermal equilibrium. It holds for any component 𝛿𝐽 𝑠𝑐,0 of 𝐽 𝑠𝑐,0 that is generated from any angular component of the ambient blackbody radiation at any surface element of the solar cell.

  photon energy E and is given by the superposition of a PL signal under shortsignal driven by the junction voltage Vj according to:

  photon flux density of a black body, and

  to the excitation photon flux with the PL quantum efficiency PL Q as a proportionality constant. The proof of equation (1.34) embraces a general reciprocity relation connecting arbitrary electrical and optical input channels of light-emitting diodes, solar cells, or npn transistors.
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 178417 Figure 1.7.a : Evolution of the PL decay time of a CIGS solar cell as a function of the excitation power according to Ref [84]
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 18 Figure 1.8: Evolution of the PL decay time of a CIGS solar cell as a function of an applied voltage bias according to Ref [84]
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 19 Figure 1.9: Evolution of the PL decay time of a CIGS solar cell as a function of an applied voltage bias according to Ref [75]
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 21 Figure 2.1: Example of measured dark and light J-V curves on a CIGS cell and the corresponding parameters
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 22 Figure 2.2: Schematic diagram for EQE measurements
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 23 Figure 2.3: Example of a CIGS solar cell external quantum efficiency and identification of the different optical losses
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 21 Tree of luminescence-based characterization methods of PV devices.

Figure 2 . 4 :

 24 Figure 2.4: Illustration of the Hyperspectral Imager setup

Figure 2 . 5 :

 25 Figure 2.5: Illustration of the Scanning Confocal Microscope setup Our setup dedicated to the spatially-resolved and time-resolved photoluminescence (TRPL) experiments is built as follows:

2. 2 . 4

 24 Time-Resolved Fluorescence Lifetime Imaging (TRFLIM) 2.2.4.1 Overview of technologies and Operating principles of TRFLIM Typical methods to realize FLIM include time-gated FLIM, time correlated single photon counting (TCSPC), and Frequency-Domain FLIM.
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 26 Figure 2.6: Time-gated FLIM principle

Figure 2 . 7 :

 27 Figure 2.7: Simplified time-gate FLIM system and temporal parameters.tp shows laser pulse, τ stands for sample lifetime, and tg means gate width of gated optical intensifier or GOI. N, dt, Δt, M and δt represent number of gates opened in one excitation, gate interval of N gates, delay step of different excitations, number of excitations, and the interval between laser excitation and opening of the first gate, respectively.
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 28 Figure 2.8: Illustration of a TRFLIM hypercube

Figure 2 . 9 :

 29 Figure 2.9: Illustration of the whole TRFRLIM setup that will be constructed

  has an equivalent focal length of mm f ls 200  . Once coupled with the microscope objective, our whole image formation optical system should have the following properties:
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 210 Figure 2.10: Experimental imaging of the smallest order 7 group of the USAF test target

Figure 2 . 11 :

 211 Figure 2.11: Horizontal and vertical intensity profiles of the sixth element of the order 7 group

Figure 2 . 12 :

 212 Figure 2.12: Measurement of the intensity profile of a collimated laser beam

Figure 2 .

 2 Figure2.13) is crucial. Therefore, our solution consisted of using the output electronic pulses signal of the laser in order to externally trigger our PIMAX4. In this case the excitation and the detection are

Figure 2 . 13 :

 213 Figure 2.13: Illustrating the synchronization between the excitation pulses and the gate openingAfter a successful synchronization of the both excitation and detection, we were able to acquire timeresolved images of the laser reflection before, during and after its detection during a 480 ps gate opening. The time-resolved profile of the laser intensity can be seen in Figure2.14 below:

Figure 2 . 14 :

 214 Figure 2.14: Temporal profile of the time-gated laser reflection

Figure 2 .

 2 15). Our configuration consisted of two microscope objectives. The first has a 10X magnification factor and a numerical aperture N.A. of 0.1. The second has a magnification factor of 40X and an N.A. =0.65. Both microscope objectives are placed on facing the other. In between we place a 50 µm in-diameter Pinhole. Each of the three optical elements is placed on XYZ mounting stage for a micrometric positioning precision. The 40X objective should be placed at exactly its focal length from the Pinhole so that the incident laser beam is focalized at the center of the Pinhole. Then, the 10X microscope is also placed at exactly its focal length from the center of the Pinhole so it's properly collected the exiting laser light. The final result is a speckle-free collimated laser beam exiting the end of the 10X microscope. The laser beam diameter is now equal to 0.9 cm which is the entry diameter of the 10X microscope.

Figure 2 . 15 :

 215 Figure 2.15: Laser spatial filtering setup and principle

  into only 0.2% in output laser power loss.

Figure 2 . 16 :

 216 Figure 2.16: First TRFLIM result on a perovskite-based solar cell In the Figure 2.16.b inset we show the PL spot detected by the camera. The camera then time-resolves this PL spot which results in a series of PL images at different time steps. We can also see in the inset the horizontal and the vertical intensity profiles of the PL signal. Finally, we then plot the temporal profile of the PL intensity for each pixel of the image, we find the time-resolved photoluminescence decay as seen in Fig 2.16.a. We can see that the temporal resolution is as good as expected. Now that we mastered the synchronization between the Talisker and the PIMAX4 we obtain a quite sharp rise-time of the PIMAX4 camera which allowed a clean temporal resolution of the rest of PL decay as see in the plot.



  has been proposed by R.K. Ahrenkiel as the lifetime related to recombination centers and direct recombination mechanisms, i.e. band-to-band recombination and non-radiative SRH recombination[78].The longer oneTraps  will be related to the presence of emission traps. The latter have a finite density of accessible states delaying the emission of the PL signal. This is explained by the dependence of the capture and the residence lifetimes on the energy levels ET and the density NT of the shallow trap states[START_REF] Rau | Advanced characterization techniques for thin film solar cells[END_REF].
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 311 Figure 3.1: Schematic illustration of the charge carrier dynamics

  13 eV, corresponds to band to band transitions in our experiments performed at room temperature (confirmed by measurements of the PL yield as a function of incident power).For this set, the solar cell is at open-circuit voltage condition, and the incident photo-excitation flux ϕ is varied between 3.5x1016 photons/pulse/cm 2 and 1.2x10 18 photons/pulse/cm 2 . The wavelength is set to 700 nm. The evolution of the carrier dynamics as a function of ϕ is illustrated in Figure3.2.a:

Figure 3

 3 Figure 3.2: a. Evolution of the TRPL decays as a function of the photo-excitation intensity. b. Evolution of recombination lifetime, the trapping lifetime and the DCD parameter as a function of the photo-excitation intensity.

Figure 3 . 2 .

 32 Figure 3.2.b represents the evolution of the two lifetimes and the DCD ratio as a function of the excitation power. While c Re

  .3.a. and Figure 3.3.b. respectively, we display the TRL decays and the carrier dynamics as a function of Jinj.

Figure 3

 3 Figure 3.3: a. Evolution of the TRL decays as a function of the electrical carrier injection. b. Evolution of recombination lifetime, the trapping lifetime and the DCD parameter as a function of electrical carrier injection.

Figures 3 . 3 .

 33 Figures 3.3.a and 3.3.b reveal a similarity between the tendencies of the carrier dynamics under increasing optical and electrical excitation intensities. Once again, the longer part of the TRL decay gets shorter as Jinj is increased, the DCD increases and the faster part of the decay remains almost unchanged.

  .b and 3.3.b.
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 3434 Figure 3.4.a: Evolution of the recombination lifetime as a function of the incident photo-excitation flux in the presence and the absence of the window layer

Figure 3 . 4 .

 34 a and 3.4.b where the recombination and trapping lifetimes exhibited on the one hand closely comparable values and the other hand, they evolved in the same way whilst the incident photo-excitation flux is increased. Their behavior remain consistent with our previous findings, where the recombination lifetime is constant and the trapping lifetime continues to decrease as the photogeneration-to-accessible traps density ratio continues to increase.
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 35 Figure 3.5: Evolution of the DCD parameter as a function of the incident photo-excitation flux in the presence and the absence of the front contact As predicted by the two earlier plots, the DCD parameter further confirms the absent influence of the electric field on the dynamics of the time-resolved photoluminescence decays. In both cases, we obtain the usual convergence of the DCD toward unity as the incident photo-excitation flux is increased, predicted by the previous mutual decrease of the trapping lifetime.
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 36373 Figure 3.6: Identifying the carrier recombination type for the photo-excitation dependent time-resolved photoluminescence decays

  function of time (Figures 3.2.a and 3.3.a). However the new representation of 3.6 and 3.7, shows that large majority of the excess carriers do decay in the early nanoseconds of the overall. This makes the initial fast part of

Figure 3 . 8 :

 38 Figure 3.8: Photoluminescence yield as a function of the incident photo-excitation flux

Figure 3 . 9 :

 39 Figure 3.9: J-V distortion of in a CIGS solar cell [120]
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 33 Figure 3.11: J (V) characterization of the studied samples under dark and illuminated conditions
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 313 Figure 3.13: Different dynamics of the TRPL decay under the same excitation wavelength

Figure 3 . 14 :

 314 Figure 3.14: Evolution of the DCD parameter for both of the TRPL acquisition sets

  evolution of the extracted lifetimes is represented for both samples in Figure3.15:

Figure 3 . 15 :

 315 Figure 3.15: Evolution of the minority carrier lifetime as a function of the excitation energy and for the two experimental sets and for both Sample 1 (up) and Sample 2 (down)

  more information regarding the performance shift under defects activation. As the incident energy becomes comparable to 2.4 eV which represents the energy required to activate the CIGS/CdS interface, a decrease in the value of Traps  is observed. Such evolution is mirrored by the decrease in the occurrence weight (DCD ratio) of trap-related emission events. As the excitation energy is increased, interface traps with higher energy levels are being activated, inducing a continuous decrease of its overall occurrence weight and inactive density. Consequently, their induced delay becomes increasingly weaker, which finally explains the observed decrease in Traps  . Once the excitation energy of 2.3 eV is surpassed, the weight of events characterized by Traps  decreases to the point where the TRPL decay becomes mono exponential. Thus, it is impossible to extract values of Traps  . This is why for E>2.3 eV no points for Traps  exist in Figure 3.15. It is to be reminded that for this particular excitation energy that the sudden shift of the DCD towards unity was obtained. Across all of the excitation energies, lower values of Traps  are obtained for Sample 2 with the preserved absorber compared to the values obtained for Sample 1 with the air-exposed absorber. This is an additional proof regarding the nature of the events characterized by Traps  , the latter being proportional to the shallow trap states density.
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 3 Figure 3.16: A more complete schematic illustration of the probed charge carrier dynamics

Figure 3 .Figure 3 . 17 .b Illustration of the reconstruction error minimization 3 . 4 . 2

 3317342 Figure 3.17.a Example of an experimental TRPL decay reconstruction
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 318 Figure 3.18: Evolution of the material trap states density as a function of the photo-excitation flux

  -dependent time-resolved luminescence decays a.b.
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 33 Figure 3.19.a : Evolution of the material trap states density as a function of injected current under a constant photo-excitation flux

  & 3.19.b) that our model can indeed provide precise reconstructions of the experimental time-resolved luminescence decays and quantify the material trap states density. For the TRL(Jinj) experiments, before taking into account the different values of the injected current, we evidenced the existence of a linear relationship between the accessible trap states density and the injected current flux. In addition, by evaluating

  .20, we identify an interestingly clear linear dependence between the J02 dark saturation current and the trapping defects density D  . J02 increases linearly with D  . No link is identified between J01 and D  . The values of the former exhibited very little response to the variations of D  in comparison with what we have observed for the case of J02. This is evidence that D  is indeed the density of the interface trapping defects within the studied solar cells.
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 320 Figure 3.20: Evolution of Voc and J02 as a function of the shallow trap states density
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 321 Figure 3.21: Preliminary evolution of the trapping defects density as a function of the excitation energy
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 443 Figure 4.3.a: Open-circuit voltage map using a 750 nm excitation wavelength

0 . 0 .

 00 the global dark saturation current of the micro CIGS solar cell. The logarithmic dependence of the Voc on the Jsc is one of the reasons behind the more homogeneous behavior of the former when compared with the spatially inhomogeneity of the latter. Second of all, and based on equation (4.1), the open-circuit voltage has a second dependence on the global saturation current global J Based on the four previous maps, we can actually access the values of dark saturation current global J This can be done by plotting the short-circuit current maps as a function of the voltage maps, for both 532 nm and 750 nm excitation wavelengths. Then, based on the obtained plots we can use the mathematical relation between these two quantities and extract the corresponding dark saturation currents.

Figure 4 .

 4 Figure 4.4.a: Short-circuit current map as a function of measured voltage map for a 750 nm excitation wavelength

  this case is a two-diode model with exponential components corresponding the n=1 & n=2 ideality factors respectively. With such model, the Jsc is linked to the open-circuit voltage using:
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 45 Figure 4.5.a: Spectrally integrated, absolute electroluminescence image at relaxed solar cell state

  .a and 4.6.b.
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 4 Figure 4.6.a: Absolute quasi-Fermi levels splitting map at relaxed solar cell state
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 47 Figure 4.7: Spatially resolved increase in the quasi-Fermi levels splitting

Figure 4 .

 4 Figure 4.7 represents a direct reflection of the spatial distribution of the trapping defects density. The light-induced activation of the metastabilities is clearly spatially inhomogeneous. The areas in the map

  Now we move from hyperspectral imaging of luminescence to scanning confocal luminescence microscopy. As mentioned earlier, the aim here to reveal the spatial behavior of the minority carrier dynamics and then establish a full micrometric map of the trapping defects density. The micro CIGS solar cell used here is different from the ones used in sections 4.2.1 and 4.2.2.1.For the spatially-resolved and time-resolved photoluminescence (TRPL) experiments, we used the scanning confocal microscope setup illustrated in Figure2.8. The selected pulsed excitation wavelength was 700 nm. In the present configuration the minimum achievable excitation spot size is 0.8 µm The first result is a reconstruction the time-resolved photoluminescence emission of the micro CIGS solar cell as seen in Figure4.8 below:
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 483 Figure 4.8: Time-Integrated photoluminescence intensity map
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 49 Figure 4.9: Micrometric map of the minority carrier direct recombination lifetime (a.) and its corresponding statistical distribution (b.). Micrometric map of the minority carrier trapping lifetime via shallow traps (c.) and its corresponding statistical distribution (d.)Even though local TRPL measurements are an important tool for the characterization of PV devices, revealing the spatial dimension of these measurements is crucial.
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 49 Figure 4.9.a represents the map of the minority carrier lifetime c Re  , corresponding to direct recombination events. As expected from [108], no similarity was observed between the spatial fluctuations of
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 410 Figure 4.10: Micrometric mapping of the DCD parameter Interestingly, the micrometric DCD map illustrated in Figure 4.10 exhibits a spatial anti-correlation behavior with the Traps

Figure 4 . 11 :.

 411 Figure 4.11: Minority carrier trapping lifetime Traps
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 412 Figure 4.12: Spatially resolved trapping defects density of the studied CIGS solar cell

Figure 4 .

 4 Figure 4.12 exhibited important fluctuations ranging between 3.5x10 14 traps/cm 3 and 1.05x10 15 traps/cm 3 . Even though the calculation process of this key quantity differs from the one used to calculate the previous maps of minority carrier dynamics, an initial observation reveals a correlation between Figures 4.9.c, 4.10 & 4.12. The same regions that reveal maximum values of DCD and minimum values of Traps
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 44 Figure 4.13.a : Spatial distribution of DCD as a function of [the spatial distribution] of the trap states density D 
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 414 Figure 4.14: Spatially resolved quasi-Fermi levels splitting Δµ (eV) of the studied CIGS solar cell
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 414 Figure 4.14: Spatial fluctuations of Δµ as a function of the spatial fluctuations of the trapping defects density

Figure 4 .

 4 Figure 4.14 reveals a dependence of the spatial fluctuations of quasi-Fermi levels splitting in a CIGSsolar cell on its trapping defects density ΨD. We can see that an increase in ΨD from 3.5x10 14 traps/cm 3 to 1.05x10 15 traps/cm 3 induces a linear decrease in the Δµ from 0.801 eV to 0.76 eV. This comes in good agreement with a link between the Voc of a solar cell and its trapping defects density determined from admittance measurements at the global solar cells scale128 . In addition, Figure4.14 shows that the spatial fluctuations of Δµ are correlated to those of the trapping defects density ΨD. Consequently, this result helps to determine one of the origin of the spatial inhomogeneities of the quasi-Fermi levels splitting in thin film solar cells.
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 5 Our calculations result in a radiative open-circuit voltage of rad oc V = 0.93 V. Which means that among the    rad oc V =141 meV average total loss in open-circuit voltage, we have to interface defects.Hence, we conclude that the solar cell trapping defects are responsible for about 25 % of the total loss in the open-circuit voltage that can be obtained in the ideal radiative limit.
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 415 Figure 4.15: Spatially-resolved absolute losses in open-circuit voltage

Figure 4 .

 4 In other words, in order to demonstrate that our developed methodology reveals Δµ losses due to D  , we must be able to prove that all of the excitation energies that we use here yield the same extrapolation value

  We finally propose plotting the map of the logarithm of the total PL intensity Itot as a function of the map of D  , for each excitation energy. The extrapolated  
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 416 Figure 4.16: Evolution of the integrated PL intensity as a function of the trapping defects density and as a function of the excitation energy
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 416 Figure 4.16. We can see that for 700 nm, 600 nm and 580 nm excitation wavelengths, the data clouds of   ) ( ln D tot f I   are highly similar in both value ranges and slope behavior. However, for the particular case of the 560 nm excitation wavelength, we can see that only a 20 nm difference in wavelength, causes a substantial change in   ) ( ln D tot f I   .
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 419 Figure 4.19: Spatially-averaged Time-resolved photoluminescence decay of the GaAs-based solar device
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 420 Figure 4.20: Time-integrated, luminescence intensity map of the GaAs solar cell (central zone B) including the contact (region C) and sample edge regions (region A)
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 4 20 (region A). Whereas the region that contains the edge of the solar is the black stripe located at the bottom of

Figure 4 .

 4 Figure 4.20 (region C). The GaAs solar cell material is located between these two stripes (region B).
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 4 Figure 4.21 the vertical intensity profiles for different decay times.

Figure 4 . 21 :

 421 Figure 4.21: Evolution of the Vertical PL intensity profiles as a function of time extracted from each PL image

  .20). The three decays are shown in Figure 4.22:
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 422 Figure 4.22: Time-resolved photoluminescence decays of the GaAs solar cell at regions A, B and C of Fig 4.21
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 1 lifetimes of carriers at the edge and the contact of the solar cell, respectively. Finally, for the central region, a center lifetime can be observed. Quantitatively, it seems to be longer than center 2 

For
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 37 is the electron diffusion coefficient, n  the characteristic carrier lifetime of the material and the inverse of the recombination rate, and G is the a time-dependent photogeneration. G is taken here as G=0 because experimentally, the photogeneration occurs during the pulse width of 15 ps and then excess concentration decays as a function of time. Our experimental photogeneration is thus an initial condition for the variable u which stands for n the excess electron concentration. Hence, n(t=0) is the experimental photogeneration of 2.7x1014 cm -As we are performing luminescence imaging we define our photogeneration as being homogeneous all over the medium. Numerically, the medium is 137 µm in width and 192 µm in length, similarly to the studied area in the experimental section. The boundary conditions have to be defined in order to replicate those at the edge and contact regions of the GaAs solar cell. At the boundaries, the excess carrier concentration obeys the following differential equation in which the recombination velocity parameter contact and edge surface recombination velocities, respectively, expressed in cm.s -1 .

  varied until the matches are found also.We start by displaying a first result which is a simulated mimic of Figure4.20:
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 423 Figure 4.23: Simulated, time-integrated luminescence intensity map of the GaAs solar cell

Figure 4 .

 4 Figure 4.23 reveals a reconstruction of the spatial gradient observed in Figure 4.20. We can see that the luminescence intensity peaks at the central area and decreases as it reaches the simulated edge and contact regions. In addition, we can notice a more important decrease in the edge region compared to the contact region. This arises from the experimental difference we observed and that is numerically mimicked here.
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 424425 Figure 4.24: Simulated evolution of the Vertical PL intensity profiles as a function of time
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 425130 as additional evidence regarding the ability of our simulation to take into account the different parts of the experimental TRPL decays and come in good agreement with their variations according to their spatial domain that they belong to.Our simulation has also a quantities advantage regarding the properties of the GaAs material we are studying here. The latter that made all of the matching with the experimental work possible are: The contact recombination velocity:

  on Hilsum's law[162], the relation between the electron mobility in GaAs and its doping density is given by:

  order to test the significance of the values of the extracted material properties, we compared them to those found in the literature[162]. Here are the value ranges that we found: of our extracted values fit well within the previous ranges.

Figure App. 1 . 1 :

 11 Figure App.1.1: (a) Absolute mapping of the quasi-Fermi level splitting derived from photoluminescence (a and b, top) and electroluminescence (c and d, bottom), for perovskite solar cells using PCBM (left, device A) or C60 (right, device B) as the ETL.

Figure App. 1 . 2 :

 12 Figure App.1.2: Mapping of the current transport efficiency fT obtained from two EL hyperspectral images taken at 1.15 V and 1.16 V applied bias. fT mapping was performed at the microscale (top) and at the whole device level (bottom) for perovskite solar cells using PCBM (a and c, device A) or C60(b and d, device B) as the ETL.
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Table 2 .1: Comparison between the HI and the confocal microscope setups
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Wavelength 532 nm Mean Output Power 15 W Repetition Rate From 200 kHz up to 1 MHz (1 pulse /µs ) Pulse Width 15 ps Beam Diameter 2.2±0.4 mm Peak Output Power 0.94 MW Surface Output Energy 395 µJ/pulse/cm 2

  

Table 2 .1: Specifications of the Talisker Ultra 532_DS_0412_4
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Table 3 .1: Comparison of the samples performance parameters

 3 

  The resulting penetration depths are significantly smaller than the absorber thickness and are contained within the space charge region.

																					( 		) 850		10 x 71 . 4	4	cm	1 
	and		( 		) 450		37 . 2	10 x	5	cm	1 	. Consequently, the penetration depth		(	)  		( 1 	)	approximately
	varies from	(  		) 850		212	nm to	 (		) 450		42 nm.

6x10 15 Device 3 30 0.7 75.6 15.9 4.56x10 -12 3.47x10 -6 2.98x10 Device 4 35.8 0.63 69.7 15.72 7.35x10 -12 9.07x10 -5 3.78x10

  

	9.49x10 -6	1.05x10
	Device 2 6.Device 5 18 0.42 60.4 4.57 5.84x10 -12 1.48x10 -4 36.5 0.594 62.1 13.35 7.04x10 -12 1.04x10 -4 4.29x10

Table 3 .2: List of the different performance indicators of all five CIGS devices

 3 

  83 V applied voltage-bias. The electrical excitation here is equivalent to a 116 Suns and the corresponding injected current is equal to 4.7 A/cm 2 . According to our electrical injection-dependent TRPL experiments in Chapter III, 116 Suns is below the electrical excitation threshold (19.2 A/cm 2 )

  luminescence signal to the photo-excitation energy. Given that what we have previously achieved was made using 700 nm and 532 nm excitation wavelengths, we found the necessity to test the excitation energy dependence of the results and the maps of section 4.2.4.1 and to what extent the latter hold true.

dependencies of the luminescence in CIGS solar cells, one can optically calculate and map the absolute losses in open-circuit voltage that originate from the material's trapping defects. However, from our local quantitative studies in Chapter III we have clearly demonstrated a high sensitivity of the dynamics of the

The curves gradually shifted towards the well-behaved light J-V curve with increasing time of whitelight exposure. Therefore, this light exposure demonstrates a "healing" effect where the kink diminishes progressively with the exposure time. 3.3.2 Optical evidence of the effect of metastabilities activation on minority carrier dynamics

Introduction & Methodology

We learned from the previous section that by varying the wavelength of the excitation light from red to blue, it is possible to modulate the effect of metastabilities on the electrical performance of CIGS solar cells. In this section of the thesis, we attempt to alter the properties of the CIGS device by optically probing the effect of the interface metastabilities. What we propose is excitation energy-dependent timeresolved photoluminescence experiments where the CIGS sample will be excited by a range of wavelengths including red and blue light. The strategy is to closely monitor any significant change in the behavior of the TRPL decays as the excitation energy is increased. We know that in order to activate the interface metastabilities, an excitation energy between 2 eV and 2.4 eV (gap of the CdS buffer layer) is needed. Particular attention will be paid for the TRPL decay for these high excitation energies.

Two CIGS solar cells were fabricated for this study. Both samples have the same absorber properties, however, one absorber has been preserved under vacuum before deposition of its CdS layer, whereas the second absorber was exposed to air during 48 hours prior to the deposition of the CdS layer. Therefore, the difference between the behaviors of the samples investigated in the present work is expected to originate from the CdS/CIGS interface.

Once activated, using short excitation wavelengths, these defects directly induce important variations in the solar cell performances [121][122]. The corresponding decays exhibit a transition from a double exponential behavior to a mono exponential behavior when the excitation wavelength is reduced from 850 nm to 450 nm.

The decays presented in Figure 3.12 are a first indication regarding the effect of the defects activation on the minority carrier dynamics: As the excitation wavelengths get shorter, the activation of interface defects becomes dominant. By the time the 450 nm excitation is reached, the probed defects become saturated by optical means of excitation.

Consequently a transition from a double to a mono exponential decay is observed. The short decay persists and the longer decay disappears. The latter no longer influences the minority carrier dynamics.

If we are to establish an analogy to the electrical signature of metastabilities activation on the distortion of J-V curves, we should remind that exposure to high energy photons is known as the blue photon recovery effect. The latter is found to eliminate the distortion of the J-V curves.

In the case of the present thesis, we can see that the use of high energy blue photons, i.e. 450 nm wavelength, eliminated the second longer part of the decay. Given that we attributed the latter to interface trapping defects, this confirms that Figure 3.12 is the equivalent of an optical blue photon recovery effect and an alternative for the electrical effect where blue photon exposure eliminates the J-V curve distortion.

PV performances by examining the amplitude of the defects activation on the solar cell minority carrier dynamics. This new application also created an optical version of the well-known blue photon recovery effect.

3.4 Contactless quantification of trapping defects density in Cu(In,Ga)Se2 PV devices

If we follow the thesis methodology so far, we can see that we started by laying out the fundamentals for an accurate comprehension of the minority carrier dynamics in CIGS PV devices that are revealed by the time-resolved luminescence experiments. The effect of trapping defects has been experimentally elaborated and discussed in the first section of this chapter. This paved the way for us to develop a new application of time-resolved luminescence techniques and demonstrate its capacity to be an optical alternative for the classical electrical studies of metastabilities in CIGS solar cells.

In this part of the thesis, we will take things further, as we will develop and reveal a much more important aspect of time-resolved luminescence of CIGS devices. What we will be aiming at is a further theoretical and experimental development of this characterization method so it can result in a quantitative analysis of the investigated device. More precisely, we will demonstrate in this section, how to quantify the PV device trapping defects density by analyzing its time-resolved luminescence decay, regardless of the experimental conditions. This is achieved by probing time resolved photoluminescence and numerically reconstructing the experimental decays of Figures 3.6 We will ultimately reveal a direct link between the PV performance of the investigated device and its trapping defects density values that is extracted using our developed method. This link will amplify the importance of the work that will be proven to be a reliable and quantitative PV performance indicator.

Development of a physical model for the reconstruction of the time-resolved luminescence decays

We start by a establishing a system of differential rate equations that describes the dynamics of the different populations that are behind the experimentally observed time-resolved luminescence decays.

All of the parameters used to solve this system are actual experimental data. Then, an optimization procedure is used in order to reconstruct the experimental TRL decay and extract the system trap states density.

The first parameter taken into consideration is the experimental charge carriers' photogeneration.

Experimentally, a laser pulse is used in order to induce the photogeneration. Therefore, in order to replicate the experimental excitation conditions of 3.5x10 16 Photons/Pulse/cm 2 delivered within a 6 ps pulse width, the following function is used: This section represented our two first attempts towards a contactless, quantitative spectroscopy of the trapping defects in CIGS solar cells using excitation energy-dependent TRPL decays. The results are encouraging and promising. Further studies will help further understand the observed evolutions and lead to a final and reliable optical spectroscopy of trapping defects.

We start by performing spatially-resolved and time-resolved photoluminescence measurements using scanning confocal microscopy. This will allow us to quantitatively map all of the previously probed carrier dynamics. In addition, this first step will be concluded by the calculation of a quantitative map of the material trapping defects density using our previously developed approach.

We finally perform a contactless mapping of Δµ using the hyperspectral imager setup. The results of both experiments were quantitatively correlated. In particular, once can notice an enhancement of the solar cell short-circuit current under a 532 nm excitation wavelength. To quantify this enhancement, we perform a statistical analysis of these maps: 

Time-Resolved Fluorescence Lifetime Imaging (TRFLIM) of Solar Cells

In this section we move to the third major step of the project execution phase. We will be presenting a first application of our TRFLIM technique. This will demonstrate the successful operation of our homemade TFRLIM setup and the usefulness of this technique for PV characterization.

GaAs solar cell -An experimental study

After the first proof of concept of TRFLIM on a perovskite-based solar cell, we set our TRFLIM setup in wide-field luminescence imaging mode. Here the entire solar PV device is homogeneously illuminated using our Talisker source and our previously described excitation systems. The sample that is under study here is a GaAs-based solar cell bought from the Fraunhofer ISE. Its structure is given in High efficiency solar cells employing inexpensive hybrid perovskite absorbers have been widely studied as a potential future energy source. Investigation of the PL and EL properties of perovskites is a valuable tool to unveil their properties and limitations. Interestingly, many studies have highlighted a rather inhomogeneous spatial distribution of the luminescence, in contrast to the very high efficiencies reported. Most of those studies used local excitation at very high intensity and, importantly, the luminescence has been observed only qualitatively. In this study, we use hyperspectral luminescence imaging to study planar p-i-n solar cells employing vacuum deposited CH3NH3PbI3 perovskite absorbers. Through this technique, it is possible to quantify the number of photons emitted from every point of the device at every wavelength. We investigated spatial fluctuations from a few microns to the millimeter scale and show that both photo-and electroluminescence are spatially not uniform, leading to a distribution of the quasi-Fermi level splitting which strongly depends on the position in the device. We also map the carrier transport efficiency, finding areas where the photogenerated carrier collection efficiency is lower than 60%. We show that this inefficient charge collection is most likely due to interfacial resistance fluctuations. This work is relevant for perovskite and organic based opto-electronic devices. 

Gilbert EL-HAJJE

Summary

The extensive knowledge on the luminescence of photovoltaic (PV) devices has made it a powerful characterization tool that captures the interest of both research and industrial PV communities. In this thesis, we focus on the luminescence of Cu(In,Ga)Se2-based solar PV. In particular, we explore and revisit the luminescence temporal, spectral and spatial dependencies.

This resulted in the development of new luminescence-based characterization methods for this particular PV technology. We show initially that by means of an all-optical, contactless methodology, we are able to detect and localize the metastabilities of this technology. Using a numerical approach based on experimental time-resolved photoluminescence (TRPL) we managed to quantify the trapping defects that are behind these metastabilities. Once quantified, we translated it into absolute losses in the PV performance of the solar cell.

By exploring the spatial dependence of the luminescence of Cu(In,Ga)Se2 solar cells, we successfully correlated its temporal and spectral aspects based on scanning confocal microscopy and hyperspectral imaging. This allowed us to generalize our previous findings at the global solar cell scale. This part of the thesis helped us better understand one of the fundamental origins behind the spatially inhomogeneous luminescence of Cu(In,Ga)Se2 PV devices.

The final part of the thesis was mainly technical and exploratory. In particular, we introduced a new optical technique to the field of PV characterization. It is dedicated to time-resolved fluorescence lifetime imaging (TRFLIM) which basically consists of acquiring time-resolved luminescence images of the PV device. With this new setup we are now able to spatially resolve, in real-time the charge carrier dynamics of a given PV technology and access its key electronic properties. A first application was made on a GaAs-based solar cell, for which we were able to optically extract the mobility, diffusion length and lifetime of its carriers. Finally, we were also able to estimate the diffusion coefficient of the material and its doping density.