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INTRODUCTION

Throughout the human body, about 4000 tendons have been counted [1]. These en-
tities bind muscles to bones and stabilize the joints of the skeletal structure. Two-thirds
of their content consists in water and they are known to be poorly vascularized. We use
tendons in every daily motion, from the finger snap to the most arduous task. Even for
passive movements and postures, our tendons work actively. During effort, they can sup-
port 17 times the average total body weight [2]! Of course, such sollicitations inevitably
lead to some damages and tendinopathies, tendonitis, tendosynovitis, tendon ruptures
are their sworn ennemies [3]. Indeed, with injured tendons, motions become painful or
even impossible causing joint immobilization. Those injuries are very frequent and so far
standard therapies have a low success rate, mostly coming from post-surgery complica-
tions: surrounding tissue adherence, foreign body response, inflammation, re-rupture...

For this reason, it is essential to find innovative and sophisticated solutions to repair ten-
dons and thus to turn towards tissue engineering. To claim such amazing mechanical
properties, tendons cannot be so simple as springs between bone and muscle, made of
water. In fact, tendons have very well organized structures whose major protein com-
ponents are collagens. To mimic tendons, scaffolds must meet many requirements in-
cluding reproducing the collagen hierarchical structures from the molecular to the tissue
levels.

Several tendon-like scaffolds either made of synthetic polymers or more natural compo-
nents have been tested to repair tendons. Many techniques are used to produce con-
structs in a great variety of shapes (threads, tubings, sponges, sheets, 3D constructs etc.)
However, they are still not actually close to the "ideal" artificial tendon. Indeed, when try-
ing to reach native tendon mechanical properties, other essential properties as biocom-
patibility and resorbability are neglected through the use of unsuitable materials or meth-
ods. Moreover, most of the techniques used are quite complicated to be implemented.

In this general context, the present thesis aims to produce biomimetic threads which
can be colonized by cells, by developing a bottom-up approach. As collagen type I is
the main component of native tendons, we logically decided to use it as raw material and
at concentrations comparable to those of tendon. Such dense states have never been
tested before. In order to remain close to the physiological conditions, no chemical,
cross-linking, drying or other synthetic procedures have been used. Therefore, we choose
extrusion technique as it is the easiest way to produce threads and to be implemented in
a laboratory or industry.

The main objective was thus to determine the best conditions to form collagen threads
with a tendon-like structure. For this purpose, extrusion process must be perfectly har-
nessed. A model system, sodium alginate, which has similar collagen rheological proper-
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ties was chosen to test a large range of parameters. The results, our understanding and
new expertise was the transposed to the production of collagen threads. Different pa-
rameters, specific to collagen were then varied to evaluate their influence on the threads
formation, ageing, microstructure, mechanical properties and cell culture.

A first chapter will briefly describe the tendon functions and structure at the different
scales. Based on the clinical context of the tendon repair, the main promising tissue en-
gineering approaches available will be presented and, in particular, those based on col-
lagen. This state of the art part was based on the article review co-authored by Clément
Rieu [4] (Appendix).

The second chapter will be devoted to the presentation of the methods and materials
used during the development of our methodology. A home-made experimental set-up
of extrusion will allow us to control several parameters and to observe in real-time the
flow at the die exit. First, we will describe this device and techniques used to charac-
terize rheological and mechanical properties of, respectively, solutions used and result-
ing synthetized threads. In a second part, the complex fluid systems and their respective
physico-chemical properties will be described.

In the third chapter, rheological characterization will first be performed on collagen so-
lution. Our results will be analyzed and compared with the work of Gobeaux et al. [5]
done over a large range of concentrations. Based on these first results, alginate concen-
trations will then be chosen to obtain solutions exhibiting similar rheological properties
as dense collagen ones.

The fourth chapter will be focused on alginate extrusion in order to better harness this
technique. First, we will briefly review the polymer melt extrusion studies. Then, we will
present the results obtained for alginate extrusion either in a bath without or with cross-
linking ions. Based on polymer melt expertise, we will attempt to analyze and understand
the extrusion instabilities observed.

The fifth chapter will present three mains studies on collagen based threads production
and the respective techniques used to characterize them. Criteria as the stability over
time, the microstructure and the mechanical properties will determine the best condition
during those studies. First, the influence of ionic strength on collagen threads will be
investigated. Then, the collagen concentration (15 to 60mg/mL) will be varied and hybrid
system will be tested. A last study will be performed to assess the behavior of our threads
in an in vitro cell culture medium in absence of cells.

In the last chapter, mesenchymal stem cells seeding of collagen based threads will be
performed. Behaviors are studied as a function of several parameters. Cell morphologies,
migration, and gene expression will be studied in order to characterize the cells behaviors
on our threads.

Finally, in the conclusion, our main results and contribution to tissue engineering for ten-
don repair will be outlined and several project perspectives will be provided.
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Chapter 1

Literature review specific to tendon and
its repair strategies

“Sometimes the right path is not
the easiest one.”

Grandmother Willow in
Pocahontas

Abstract
In this chapter, we will present the tendon functions and structure at the different length scales.
After establishing the clinical situation of tendon injuries and evaluating their incidence, we will
present the current strategies available to repair tendons. Then, the tissue engineering (TE) ap-
proaches will be described and the tendon scaffold specifications will be set. Finally, we will give
an overview of promising TE scaffolds and in particular we will focus on the collagen-based ones
obtained by extrusion process.
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CHAPTER 1. LITERATURE REVIEW SPECIFIC TO TENDON AND ITS REPAIR
STRATEGIES

1.1 Tendon

1.1.1 Anatomy and structure

1.1.1.1 Human anatomy

Tendon is a dense connective tissue, poorly vascularized and located between mus-
cle and bone (Fig. 6.1) whereas ligaments connect bone to bone. It allows transmitting
muscle-contraction force to the skeleton in order to produce motion or simply keep a pos-
ture. The extremities of the tendon are called the entheses. They extend from one side to
the muscle to form the myotendinous junction, and on the other side to the bone to form
the osteotendinous junction. They serve to dissipate stress away from interfaces and are
subject to wear and tear.

Figure 1.1: Scheme of a tendon which connects muscle to bone and allows motion [1]

There are about 4000 tendons throughout the human body and they are required for any
motion in our daily life: grasp an object with the hand, rotate the shoulder, bend the knee,
walk etc [1]. The tendons are well known for their incredible mechanical properties. In-
deed, they can support 17 times the average total body weight while subjecting to tensile
or compression forces.

Like all connective tissues in the body, the tendon is composed of some cells, called in
this case tenocytes, tenoblasts and fibroblasts (about 20% of the total volume) and an
abundant extracellular matrix (about 80% of this volume). This matrix contains about
65% water and 35% of solid constituents synthesized and secreted by the cells: collagen
(30%) and a small amount of non-collagenous glycoproteins (5%). The collagen content
represents 60 to 85% of the tendon dry weight [2].
To fulfill its goals/functions, the tendon must be highly shaped and organized as we will
see below.

1.1.1.2 Structure

Tendon structure has been studied for the past decades by various techniques and
under various states. Despite the information acquired, the exact organization of tendon
in living tissues remains unclear. The fact that it may be adapted to each location within
the body and depend on species does not help in getting a precise idea [3]. New develop-
ments in microscopy will hopefully bring some valuable keys for this understanding [4–6].
Anyhow, some general characteristics are common to all tendons and the most important
are discussed in this section.
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1.1.1.2.1 Hierarchical organization

Tendons have a hierarchical fibrillar organization that can be compared with russian
dolls arrangement. In fact, each unit is divided into smaller units until the fundamental
one (Fig. 1.2). This architecture is uniaxial as the different units are aligned along its
longitudinal axis.

Figure 1.2: Scheme of a tendon hierarchical structure. Adapted from [1]

Surrounding sheaths

The tendon is encircled by an outer connective sheath called the epitenon (Fig. 1.2). It
is further ensheated in an another layer of loose connective tissue, the paratenon. Those
sheaths give their white color/aspect to the tendon (Fig. 1.3)and contain blood vessels,
nerves and cells . Their main functions are to protect the tendon fibers, to reduce fric-
tion with adjacent tissues and to facilitate tendon sliding where friction forces are very
high. For tendons surrounded by other bones as in hands or feet, an other structure also
helps the tendon gliding: the synovial bursae. They are enclosed cavities of various sizes
which contain viscous synovial fluid. This whole system acts as a cushion to protect and
lubricate the joint.

Fascicles/Bundles

The tendon largest unit is the fascicle which is composed of collagen fibers bound
together. As shown in Figure 1.3, their shape is irregular and their diameter can vary from
20 to 200 µm. Each fascicle is surrounded and delineated by an interfascicular matrix
called endotenon (white junctions) which contains cells.
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Figure 1.3: Cross-sectional image of an equine superficial flexor tendon. The fascicles arrange-
ment and the respective endotenon sheath (black arrows) can be seen. White scale bar: 1mm
Adapted from [2]

Fibers and fibrils

A collagen fiber is composed of several collagen fibrils and has a diameter ranging
from 50 to 100 µm (Fig. 1.2 and Fig. 1.4, a).

Figure 1.4: Scheme and images (TEM [7]) of a) collagen fibers and b) fibrils organization. Different
views of 1. cross-sections and 2. along the fibers axis. White scale bar: 1µm.
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Collagen fibrils are parallel to each other (Fig. 1.4, 1) and are aligned along the longitu-
dinal fiber axis (Fig. 1.4, 2). However, an axial offset called D is observed and results as
a periodic striation of 67 nm recognizable as an alternation of dark and light stripes (Fig.
1.4, bottom right) visible in transmission electron microscopy (Fig. 1.4, 2). Depending on
the tissues and the hydration of the fibrils, this value can vary between 64 and 68 nm. To
explain this periodic striation, Hodge and Petruska developed a theoretical model in 1963
[8]. The collagen molecules are packed in a quarter staggered orientation which means
that each molecule overlaps its neighbor by a quarter of its length (1.4, bottom right, c)).
The resulting "empty" space is due to the triple helix length of 4.47xD (=300 nm) which
is a noninteger value of the period D. The lighter space is called "gap" and measures 47
nm long while the denser stripe is called "overlap" and measures 20 nm long (1.4, bottom
right). Finally, the collagen triple helix is the smallest unit of the tendon [9].

Wavy structure: the "crimp"

Collagen fibrils within tendon fascicles sheaths (endotenon, epitenon and paratenon)
are not necessarily collinear to the tendon and can be found perpendicularly oriented
[10]. Indeed, cross-polarized optical microscopic observations of excised rat tail tendons
reveal units, from 10 to 100 µm, with alternating oblique orientations compared to the
tendon axis. This feature is referred to as "crimp" (Fig.1.5).

Figure 1.5: Helical (Top) and crimp organization (Bottom) of tendon fascicles. Adapted from [11]

Evidence of this crimp was further observed by atomic force and electron microscopies
(scanning and transmission) [12; 13]. The crimp was suggested to be a natural shock-
absorber and to play a role in elastic recoil [14].
Shah et al. (1982) reported that the crimp was only observed at day 16th during the em-
bryonic development of chick tarsus metatarsus region. The appearance of the crimp
correlated with a high increase of collagen content between day 14th and day 16th [15].
This suggests the crimp to be highly related to the presence of collagen fibrils. On the
other hand, for Herchenhan et al.(2012), tenocytes may induce formation of the crimps
[16] . Their conclusion relies on the fact that knocking down cells using polyoxyethylene
(9–10) p-t-octyl phenol (TX-100) within a biomaterial construct presenting a crimp in-
duces its loss. However, the authors do not take into account the fact that TX-100 also
interacts with collagen and even destabilizes fibrils, possibly contributing to the loss of
the crimp [17; 18].

In addition to the overall alignment and the crimp, Vidal et al. (2003) analyzed under
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crossed polarizers transversal sections of tendons and showed that fascicles presented a
helical organization along the tendon axis [19] (Fig. 1.5, top). This raises the question
on how the crimp structure can be compatible with both a cylindrical symmetry and a
helical organization. Geometrically speaking, one way to explain the crimp would be an
over-winding of a helical organization. In vivo, under tension, it would be extended and
fascicles would appear quasi collinear with the direction of the tendon. No "crimp" would
be detected (Fig. 1.6, A). However, when tendons are relaxed and/or excised, the linear
tension would decrease and the over-winding would collapse on itself while still being
constrained transversally by the 90 ˚transverse collagen sheath. The crimp would thus
appear (Fig. 1.6, B).

Figure 1.6: Scheme conciliating helix crimp and linear organization: A single stranded helix is
schematized on top, a partial super-helix in the middle and a full super-helix on bottom. Boxed
by the dotted line, their appearance when observed between crossed-polarizers. Crossed-arrows
indicate directions of polarizers. (A) Top: The extended helical strand and beneath the projected
collagen molecular orientations are represented by lines. All orientations are nearly aligned along
the helix axis. Middle: The partial super-helix is represented and the molecular orientations being
all nearly aligned along one polarizer, the crimp is hardly seen and the partial super-helix appears
nearly dark. Bottom: the symmetry of the complete super-helix is cylindrical. The mean projec-
tion of the molecular directions sums up along the axis of the helix. The complete super-helix
appears dark under crossed-polarizers. (B) Top: The molecular orientations vary along the axis of
the helix and present a repeating unit of alternating orientations. Middle: The partial super-helix
is represented and the molecular orientations varying as illustrated above, the crimp is clearly seen
as banded pattern under crossed polarizers. Bottom: the symmetry of the complete super-helix
remains cylindrical with the mean projection of the molecular directions summing up along the
axis of the helix. The complete super-helix still appears dark under crossed-polarizers. [11]

It has been shown that super-twisted organizations could be spontaneously generated
in liquid-crystals [20]. Knowing that collagen forms different liquid crystal phases [21–23]
that are subject to physico-chemical parameters [24], it is not excluded, although there is
no proof yet, that the over-winding helical organization of tendon may also result from
simple physical-chemical laws. Most probably, cells and physicochemi-stry work hand in
hand.

1.1.1.2.2 Mechanical properties

Tendons have to respond and adapt themselves to the loading transmitted by the mus-
cles. Their entire structure is sollicited at every hierarchical level in order to ensure their
function. There are two different tendon functions: positional and energy storing. In the
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first group, tendons transmit forces to bone in order to move joints and are quasi inex-
tensible. In the second one, they act as springs and improve the locomotion efficiency.
However, their intrinsic mechanical properties are lower to positional tendons. For in-
stance, Achilles tendons are energy storing. In the following section, we will describe the
characteristic mechanical properties of tendons, which are generally analyzed by traction
along the tendon axis and up to the tendon rupture in vitro. Those experiments are typ-
ically done on traction apparatus as described in section 2.1.3. The results of this kind of
tensile testing are given as stress-strain curves detailed below.

Typical stress-strain curve

Figure 1.7: Typical stress-strain curve and corresponding images at the microscale of a rat Achille
tendon by polarized light microscopy Scale bar=100µm. In the toe region the macroscopic crimps
disappear, in the heel region the molecular kinks in the gaps regions progressively straighten.
Adapted from [14],[25]

Briefly, the force (N) is measured during the tendon extension/elongation. The stiff-
ness (N/m) of the material is defined as the ratio of the force and the extension extracted
from the gradient of the curve. In order to have characteristic variables independent of
sample size, the data need to be normalized. For this purpose, stress and strain are calcu-
lated as:

Stress (Pa) =
Force (N)

Cross-sectional area (m2)

Strain =
Change in length (m)

Original length (m)

The failure stress, failure strain and the modulus (stress-strain slope) will be determined
from the tensile testing. Figure 1.7 shows the typical stress-strain curve obtained for such
test. The tendon response to the constant elongation is clearly not linear. In fact, four
different regions can be distinguished from this schematic curve:

11



CHAPTER 1. LITERATURE REVIEW SPECIFIC TO TENDON AND ITS REPAIR
STRATEGIES

1) Toe region: in this first region, the crimp previously described and shown in Figure 1.7
(1) Top right) by polarized light microscopy begins to strech. As a spring initially coiled, it
unfolds while elongation is applied. The tendon fibers tend to align in the loading direc-
tion which generates little effort. Mechanical tests made on tendon clearly show the dif-
ference of mechanical behavior during the elongation of the crimp and after [14]. Compu-
tational modeling best fits the mechanical experimental data when a helical arrangement
is injected into the models [26]. Reese et al. (2010) further improved the fit by combining
a wavy pattern with a super-helical arrangement [27]. This data comforts the idea of a
super-helical structure as previously described.

2) Heel region: the tendon stiffness begins to rise. This is due to reordering at the molec-
ular level. (Fig. 1.7 (2))

3) Linear region: a linear zone is obtained between the stress and the deformation. Dur-
ing this phase, micro-tears will form and start damaging the fibers of the tendon, to the
macroscopic rupture zone of the tendon. (Fig. 1.7 (3))

4) Failure: the microcracks become too large and lead to the macroscopic rupture of the
tendon fibers.(Fig. 1.7 (4))
Tendons display viscoelastic behaviors where the "elastic" one comes from the collagen
and the "viscous" part from the interfascicular matrix. The four regions represent the
tendon behaviors of most of the tendon. However, the order of magnitude of the charac-
teristics physical values vary according to sites and persons, with Young modulus ranging
from 0.5 to 1.9 GPa, ultimate tensile strength from 50 to 120 MPa and strain at break be-
tween 5 and 20% (Table 1.1) [28]. Thus, the tendinous tissue is capable of modifying its
structure, and its composition is a function of the mechanical stresses which it undergoes.

Tissue Modulus (MPa) Ultimate Tensile Ultimate Strain (%)
Strength (MPa)

Gracilis Tendon 590-1734 111-112 7-19.4

Semitendinous Tendon 540-1081 89-124 8-23

Achilles Tendon 819 ± 208 79 ± 22 9 ± 2

Table 1.1: Mechanical properties of human tendons [28]

1.1.1.2.3 Other components

As previously mentioned, tendons present a cellular part and an extra-cellular matrix
(ECM). Cells, out of which tenocytes are predominant, are found immersed into the ECM.
They synthesize the bio-components and thus play a major role in the setting and renew-
ing of the ECM. This last one is responsible for the structural and mechanical properties,
and maintains the integrity of the tissue [29]. The ECM is composed of many different
biochemical components such as collagens, non-collagen proteins, and proteoglycans
[30; 31].
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1.1.2 Clinical situation

1.1.2.1 Pathologies and injuries description

Tendons can present acute or chronic injuries caused by extrinsic or intrinsic factors,
either alone or in combination (Fig. 1.8) [32]. Tendinopathies refer to the various chronic
conditions that can affect tendons. They can remain silent over a large period of time,
cause chronic pain and, potentially, lead to tendon tears and ruptures. These can also
occur following lacerations by a sharp object or a tensile overload, in which case, it is now
believed that an underlying tendinopathy is also involved [33; 34]. The term tendinitis
referred to tendon micro-tears associated with acute injuries due to an overload, causing
inflammation, while tendinosis accounted for chronic wound following tendon overuse.
The term tendinopathies is now preferred because there is no assumption about the un-
derlying pathology, especially since the role of inflammation is still under debate [35; 36].
They are associated with a change in remodeling activity of tendon matrix.

External causes of tendinopathies include occupational, sporting activities, and prescrip-
tion drugs [37]. Intrinsic factors include age and biomechanical imbalance [32]. The eti-
ology of tendinopathies often appears to be multifactorial [33; 34; 38].

1.1.2.2 Incidence

A UK study, performed in an acute Orthopedic Unit treating a well-defined catchment
population of about 535,000 and prospectively recording the demographic details over 5
years, provided results about the incidence of musculoskeletal tissue trauma [39]. One of
the findings is that about two thirds of tendon injuries relate to the hand. Among them,
forearm/hand extensor tendon injuries occur with an annual incidence of 17.87/100,000,
and mallet finger involving extensor tendon affecting mobility of the last phalanx, at a
rate of 9.89/100,000 (Fig. 1.8). A 10-year population-based study led in the US, examining
hand or wrist open wounds secondary to acute trauma and involving tendons, found an
incidence rate of 33.2 tendon injuries per 100,000 person-years, with work-related injuries
accounting for 24.9% of total [40].

Achilles tendon rupture occurs at an annual rate of 11.33/100,000 according to Clay-
ton et al. (2008) [39] and has already been reported with rates ranging from 5.5 to 18/100,000
(Fig. 1.8) [41]. Most acute ruptures concern people in their thirties and forties during
sports activities. Achilles tendinopathy has a 5.9% lifetime cumulative incidence among
sedentary people as compared to 50% among endurance athletes [42]. Tennis elbow, also
known as lateral elbow tendinopathy, is secondary to excessive use of wrist extensors and
forearm supinators. It is usually reported to affect 1 to 3% of the population each year,
however, a descriptive epidemiology study shows a decrease in the incidence with a rate
of 3.4 per 1,000 [43]. The injury incidence in tennis players has been reported in propor-
tions between 9 and 35% [44]. The rotator cuff, which is composed of four muscle-tendon
units that originate on the scapula and cover the top of the humeral head, can also often
be subject to tendinopathy. In a prospective study, the sex and age-standardized inci-
dence of shoulder pain was evaluated to be 9.5/1,000 among the patients presenting to
general practice, with a proportion of 85% related to rotator cuff tendinopathy [45]. The
incidence of rotator cuff tears was reported to be 3.73/100,000 [39].
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Figure 1.8: Location, annual incidence and main cause of most frequent tendon injuries. Data
are referenced in the text. Sources: [39], [41],[42], [43]. Body image, courteously provided by
Servier Medical Art under license https://creativecommons.org/licenses/by/3.0/fr/, was modified
for clarity purpose.

Work-related musculo-skeletal disorders concerning tendons are evident in occupa-
tions involving prolonged periods of repetitive, static work [45]. The prevalence of work
related upper limb musculoskeletal disorders in UK was estimated to be 730 per 100,000
people in year 2014/2015 [46]. There is an average of 17.7 working days lost for each case.
According to the 2005 data collection of Eurostat figures on recognized occupational dis-
eases (EODS) of 12 member states, the most common musculo-skeletal occupational dis-
ease was lateral elbow tendinopathy (14,155 cases) [45]. In the United States, shoulder in-
jury has been found to be the second most common cause after back pain for time away
from work in manual laborers [47]. 41.5% of occupational shoulder injuries required more
than 31 days away from work in 2007. In Sweden in 1995 among the 9,398 reported work-
related soft tissue diseases 217 cases involved rotator cuff and 538 lateral elbow [48]. Some
estimates of the cost of work-related upper limb and neck musculo-skeletal disorders are
between 0.5 and 2% of gross national product [48].

Due to poor vascularization and low cellularity of the tissue, there is limited sponta-
neous regeneration of tendon. Treatments can be conservative or surgical, or a combina-
tion of both with post-intervention rehabilitation programs [33], [36], [41], [47]. Currently
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there is a high rate of re-injury. In the case of small and large rotator cuff tears surgical
repairs of ruptured tendons have re-tear rates of up to 35 and 94%, respectively [49]. Clin-
icians assess an unsatisfactory clinical outcome after suture for 25% of patients with hand
tendon lacerations, and 7.7% of these repairs re-rupture [50].

1.1.2.3 Current strategies

The gravity of the injury will determine the strategie to be used to heal the tendon.
From chronic tendon injury to tendon tears, it is essential to reduce the patient’s pain
due to the tissue inflammation with specific drugs and with rehabilitation exercises [51],
[52]. Some new treatments based on growth factors delivery through autologous whole
blood or platelet rich plasma (PRP) are emerging. Even if in vitro studies prove that these
injections improve the collagen production and degradation mechanisms [53], this kind
of strategy in clinical cases is still controversial. Indeed, a standard protocol with deter-
mined parameters as the injection frequency, volume, concentration etc. is not imple-
mented.

For acute tendon injury, the lesion severity will impose the treatment. For lesions with a
gap between the two tendon extremities less than 3 mm, the tendon is able to self-heal
[54]. For larger injuries, if the joint motion is altered or even completely lost then surgery
is needed. The length of the gap will determine the approach to be adopted. If the gap is
less than 3 cm, suture techniques are required to rejoin the tendon. In the case of Achilles
tendon, the conciliation of its 2 ends requires a great force. This is why, if the rupture is
in an easy access location, surgeons use some devices as bone clamp [55] or Integra™
Achillon® system [56],

1.1.2.3.1 Sutures

Three methods of suturing tendon have been developed and optimized: the non-
grasping, the grasping and the locking anchors. The non-grasping method was first per-
formed on finger flexor tendon by Bunnell in 1918 [50] (Fig. 1.9, A). This technique con-
sists in looping the anchor around the epitenon. As a consequence, no collagen fibers
bundles are injured. On the contrary, the grasping (Fig. 1.9,B) and locking anchors (Fig.
1.9, C) based respectively on an opened and a closed loop, pinch the collagen fibers. How-
ever, those two techniques bring better mechanical properties and gapping resistance
to the tendon. They took the name of their authors Kessler for the grasping suture and
Krakow for the locking one. The last one is assumed to be the most effective and is con-
stantly being improved [57].

Several fibers made of polyester (Ethibond®), nylon, polypropylene or a combination of
ethylene glycol and terephthalic acid (Da-cron®) are already clinically used for suture
alone. They are non-resorbable as they have to maintain almost more than 1 year the
end-to-end tendon extremities [50]. Other materials have been developed for suture aug-
mentation, which is a different approach. Schliemman et al. (2015) compared the recon-
struction of a tendon with a polydioxanone (PDS) or cable wire augmentation and with
suture anchor repair alone. They showed that suture augmentation in both cases pro-
vides less elongation and higher loads (almost a 1.5 factor) than the simple suture [58]. A
negative aspect of cable wires is that a second surgery is needed to remove them.
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Figure 1.9: Scheme of the three sutures commonly used to repair tendon (Achilles tendon example
in back view). (A): the non-grasping suture (Bunnell) consisting in looping the anchor around the
epitenon. (B): the grasping suture (Kessler) based on 4 opened loops, which pinch collagen fibers.
(C): The locking suture (Krackow) made of several closed loops.

Alternative methods have been proposed to avoid the use of suture. Hohendorff et al.
(2008) compared post-surgery results of Achilles tendon rupture treated either with fibrin
glue or suture. They note that both strategies reach almost the same results. Moreover,
fewer complications are observed for the fibrin glue cohort [59]. Rose et al. (2014) also
worked on the biological tissue gluing. They used solutions of silica nanoparticles (NPs)
to glue mismatched tissue. They tested it in vitro on a piece of calf liver with a created
gap of 2 cm. They glued the two ends and kept it under finger pressure during 30 s [60].
They observed that the two parts of the liver were attached together again and that the
glue didn’t affect the rigidity or the permeability of the tissue. This second approach is
very promising as it is quite simple and fast to implement. It must be tested on tendon to
know if the bonds created with the silica NPs are strong enough to support physiological
loads as applied in Achilles tendon sites for months.

1.1.2.3.2 Metallic implants

With the same approach as using cable wire sutures, some other researchers have de-
veloped metallic implants. Their aim is to obtain tendon repairs with the best mechanical
properties. Erol et al. (2007) developed an implant made of stainless steel wire with differ-
ent spiral-shaped structure on sheep cadaveric Achilles tendon [61](Fig. 1.10, A). Briefly,
the prostheses are composed of a coiled wire head, which hooks the tendon, and a wire
passing through it to join the head to the other tendon end or bone. They also com-
pared their implant with classic sutures. In some cases, they observed the breaking of
the tendon-implant holding point and the fibering of tendon’s ends. Indeed, they raised
the problem of the material elastic properties. If the material is too stiff compared to the
tendon, the rupture of the anchor will occur. To have the best mechanical properties, it
is essential to use materials with the same range of elastic modulus than the tendon. In
their preliminary study, they obtained good mechanical results compared to suture alone.
But authors advised to use this kind of device only for bone-tendon repair.
Ağır et al. (2014) also investigated this kind of metallic implant (Fig. 1.10, B). In their
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Figure 1.10: Images of different metallic implants: A: coiled spiral with a T-shaped wire stuck to
the proximal end of the spiral [61]; B: stainless steel wires with several loops [62], C: nitinol device
implemented on digital flexor tendon [63].

study, they also used stainless steel wires but designing it with several loops [62]. The wire
is applied from outside and allows the transversal anchoring of metallic pins in it. Here
again, some limitations of the device are explained: these implants cannot be used for
hand injuries and are more suitable for larger body tendons as Achilles tendon. Reese et
al. (2013) developed a device for digital flexor tendon repair (Fig. 1.10, C) [63]. It is made
of superelastic nitinol (metal alloy of nickel and titanium) tubular parts and is designed
specially for hand region (Fig. 1.10, B). They obtained promising results on cadaver model
and showed that this kind of device is easy to use and may allow early mobilization of the
injured finger post surgery.

Metallic devices as the Tenofix® [64] or Tenolig® [65] are already commercially available.
They were tested on cadaveric tendons and on patients, respectively. Tenofix® was com-
pared with conventional suture and no biomechanical improvements were shown pass-
ing from one to the other. Tenolig® exhibits different advantages such as the use of percu-
taneous surgery for the device positioning monitored with ultrasonography (noninvasive
imagery technique) to target the two Achilles tendon ends, very small wound scares and
complications occuring only for 1 over 75 patients and finally, the return time to sport was
estimated to be 9 months. This kind of metallic implants are not largely used in clinical
practice, as studies evaluating their effective improvement compared to classic sutures
are still rare. Moreover, several limitations such as the site of repair tearing have been
highlighted as mentioned above. Extensive improvements of these techniques are needed
before becoming a common and viable strategy.
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1.1.2.3.3 Grafts

If the site of the tendon injury is neglected or has a poor quality due to tendinopathy,
sutures or implants are not sufficient anymore to repair it [66]. Furthermore, to avoid the
re-rupture, a reinforcement of the site is needed. To meet these objectives, a source of
new material called grafts must be used. The tendon augmentation with grafts consists in
adding the matrix either around the defect and then suturing it (onlay surgery), or in the
ruptured tendon and then closing it with suture inside (inlay surgery). The combination
of the classic suture, which joins the two tendon extremities, and the graft may improve
the tendon repair. The grafts can come from different origins: the patient himself (auto-
graft), another human being (allograft), animals (xenograft) or it can be synthetic. These
grafts used for tendon repair will be successively described in the following part.

Autografts

Sophisticated surgical procedures have been elaborated to overcome large tendon de-
fects with patient’s own "material". Three kinds of procedure more or less invasive allow
accessing the tendon: open, mid-open and percutaneous. Beskin et al. (1987) compare
four "open" techniques on 42 patients suffering from Achilles tendon rupture: Bunnell
or Kessler sutures, "three bundle", and augmentation, either with the plantaris or with
the peroneus brevis tendon [67]. Those last two methods consist in using local tendon
transfer to reinforce the Achilles tendon. The four techniques show promising results as
85 to 92% of patients return to normal long-term activity after the surgery. However, in
each case, a single long longitudinal excision is performed which is very invasive. This
is why some clinicians have developed less invasive techniques. Carmont et al. (2007)
also used the peroneus brevis tendon to reconstruct Achilles tendon [68]. Contrary to Be-
skin et al., they did two para-midline incisions. Skin wounds are clearly smaller and skin
integrity is preserved. Moreover, this allows to preserve the surrounded tissues (tendon
sheath) and may improve its healing. To follow through, other autologous sources for the
reconstruction can be recruited. Ebied et al. (2016) repaired Achilles tendon thanks to free
semi-tendinous tendon graft from upper muscles [69]. Shewy et al. (2009) used two intra-
tendinous flaps from the proximal gastrocnemius-soleus complex [70] (Fig. 1.11). Briefly,
they create two flaps in the musculo-tendinous junction and passed them through the
Achilles tendon gap. They fix the flaps extremities to the calcaneus (bone). Few compli-
cations are observed as wound gapping or infection, and long pain after surgery. This
technique showed goods results as patients recovered their pre-injury sporting activity
level.

The main advantage of these two surgeries is the use of highly vascularized tissues in
a close site to the injured tendon, but less invasive incisions are recommended for the
future. Autografts present several key strengths such as no foreign body response, con-
servation of native mechanical properties and vascularization continuity. The main in-
convenient is the risk of damaging the donor site tissue and thus to create new lesions.
Moreover, the neo tendon reconstructed with surrounding tendons or muscles parts is
thicker than the native one. This can lead to unsightly aspect repair and to a patient dis-
comfort on the repair site. Other strategies have been developed to avoid creating more
lesions in patients to repair injured tendon. Tendon augmentation with xeno-allograft
may be good candidates for this purpose.

18



CHAPTER 1. LITERATURE REVIEW SPECIFIC TO TENDON AND ITS REPAIR
STRATEGIES

Figure 1.11: Scheme of Achilles tendon rupture repair by using autologous tendon: two flaps ( red
arrows) are created in the musculo-tendinous junction and passed through the Achilles tendon
gap. Then, the flaps extremities are fixed to the calcaneus (bone) and finally the whole is sutured.
[70]

Xeno- and allografts

Xenografts are tissues or organs coming from other species that are pre-decellularized.
Porcine decellularized small intestine submucosa (SIS) is the most commonly used xeno-
graft. Several clinical studies have been performed to assess their effectiveness for tendon
repair augmentation. Phipatanakul et al. (2009) used SIS for rotator cuff repair [71]. As
repairs were not convincing and as some complications (infections, skin reactions) were
observed, authors did not recommend SIS for such repair augmentation. Sclamberg et
al. (2004) came also to the same conclusion for this repair area as 5 over 11 patients pre-
sented worse results after the surgery [72]. Clinicians are quite unanimous on this issue.
However, SIS may be adapted for tendons in other locations such as foot or ankle as only
6 % of the patients showed complications such as re-tear or patch failure.

Other sources of xenografts are also used. Berlet et al. (2014) tested the Trellis™ device
(a decellularized, freeze dried and sterilized porcine dermis), in a ribbon design on hu-
man cadaveric feet [73]. They created tendon defects greater than 5 cm. The tensile test-
ing showed that in most cases, the suture failed first. As a consequence, the xenograft
collagen ribbon insured alone the load with tendon ends not joined anymore. Thus, in
comparison with suture alone, the Trellis™ augmentation enhanced strength of Achilles
tendon repair. Other decellularized matrices from animal origin are commercialized for
other applications (Restore™, OrthADAPT™ (Fig. 1.12, A), TissueMend®, Trellis™, Zim-
mer®, Cuffpatch® etc.) but are already used for tendon repair.

Other strategies, based on allografts, have been developed to overcome some rejection or
infection reactions. Allografts are ECMs mostly coming from human dermis or SIS. Song
et al. (2010) compared two commercially available devices on a cadaveric sheep model
[74]. The first one is a xenograft named TissueMend®, which is derived from fetal bovine
dermis and the second one, an allograft named GraftJacket® from human skin (Fig. 1.12,
B). The authors remind that grafts of dermis origin have better mechanical properties
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Figure 1.12: Images of commercially available A: OrthADAPT™ xenograft and B: Grafjacket® allo-
graft.

than matrices derived from SIS, previously described. TissueMend® and GrafJacket®
presented almost the same strength. They both improved tendon repair compared to su-
ture alone. Lee et al. (2008) also used GraftJacket® matrix to augment tendon repair [75].
Clinical tests on Achilles tendon rupture were performed. At 3 months, patients recovered
full range of motion and no re-rupture happened. The return-time to activity was about
12 weeks, which is quite encouraging.

Rather than choosing between xenografts and allografts, Hollawell et al. (2015) decided to
combine them for Achilles tendon repair [76]. They used the allograft to span the gap be-
tween the two tendon ends and the xenograft to secure the repair site. This grafts combi-
nation improved the mechanical properties and physiological function, and patient pain
was reduced. Some further investigations of this new strategy must be performed to bet-
ter quantify its benefits.

Those acellular matrices either from animal or human origin show great advantages, over-
coming the host reaction concerns and leading to good mechanical properties. Herbert et
al. (2015) evaluated different decellularization processes needed to obtain such materials
[77]. They studied the effect of using acetone or chloroform as fat agent reduction and
antibiotics or peracetic acid as biodecontaminants. They showed that the tensile strength
and Young modulus of acellular porcine super flexor tendons are in the same range as the
native one before the decellularization. However, this process altered the matrices prop-
erties at the low strains in the toe region where the crimp should play its shock absorber
role. A potential way to overcome this, is to reproduce this wavy structure. Branch et
al. (2011) adopted this strategy with allograft for Achilles tendon repair [78]. They cut a
human dermal acellular mesh in a z-wave shape, which finally looked like an accordion.
They performed inlay surgery with a "strip and shoelace" weave. No re-rupture occurred
and only one over the 3 case reports presented adhesion with the surrounding tissues.

Regarding the loss of cellular material due to the decellularization process, cell-based
therapy combined with allografts emerged. Gaspar et al. (2015) reviewed the different
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cell strategies [79]. Before being implanted on the tendon injury sites, grafts can be sown
with cell suspension to enhance tendon regeneration. They highlighted the fact that the
cell type chosen is crucial. Indeed, tenocytes or dermal fibroblasts are already differenti-
ated, but their available quantity is limited. Progenitor stem cells overcome this issue, but
can lead to bone ectopic formation. Finally, induced pluripotent stem cells may also be
used on grafts. However, they raise the safety and efficiency problems. Güngormüs et al.
(2016) used tenocytes and seeded them on decellularized rat tendons [80]. Finally, they
implanted the cell-seeded scaffold in a rat model. No immune reaction occurred and their
other results suggested that this scaffold improves mechanical properties of the repair.

Even if xeno- and allografts present some advantages, the matrix alteration due to the de-
cellularization process is a problematic issue as it alters mechanical properties and leads
to antigenic response [81]. It is essential to augment tendon with grafts having almost the
same range of strength. To do so, synthetic grafts have been developed and are currently
used in clinical practice.

Synthetic grafts

Two categories of synthetic grafts are used to augment tendon. The non-resorbable
grafts persist in the body and act as a substitute to overcome the lack of tissue. On the
contrary, resorbable grafts are degraded by the body and support the fibrous ingrowth
[82].

Non-resorbable grafts are commonly made of synthetic polymers such as polyester (Da-
cron ®), polytetrafluoroethylene (PTFE or Teflon®) [83], and silicone rubber [84]. Such
materials are already clinically used. Morrey et al. (2016) evaluated non resorbable polypro-
pylene mesh commercially available (Marlex®) on 8 quadriceps tendons ruptures (knee)
[85]. No re-rupture occurrence and good range of motion were the main advantages of
this synthetic augmentation. As they tested it on a small cohort, and as they did not per-
form mechanical evaluation, further studies are needed. Abdullah et al. (2015) evaluated
the use of polyethylene teraphtalate (PET) mesh called Orthotape® [86]. They explored
this new device on two patients who needed hand surgery because of massive tendon
loss. Promising physiological results were shown. Melvin et al. (2010) developed their
own device Orthocoupler®, made of 32 bundles of thousand PET fibers [87]. They im-
planted it in a goat model. Sixty days after the surgery failure forces for the specimens
with the synthetic graft were 2.5 times higher than for sutures in the control group. Su-
tures were too fragile compared to the Orthocoupler® which is anchored and sutured in
the muscle. It allows reinforcing the musculo-tendinous junction.

Finally, another criteria is the prevention of the tendon sheath adhesion. Non-resorbable
grafts made of Teflon seem to be the appropriate candidates. Indeed, Williams et al.
(1964) tested them on a dog model and compared them with autologous grafts [83]. Adhe-
sions with the surrounding tissues were clearly observed for autogenous grafts, whereas
Teflon grafts surface glide and allow free joint motion. However, they reported some
surgery problems as the solid anchoring of the Teflon grafts on tendon. Non-resorbable
grafts present some advantages such as their biocompatibility, their strength and their
non-adhesion with the tendon site. Nevertheless, they cannot be degraded, and are gen-
erally complicated to implement.
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Resorbable grafts may overcome some of those issues. They can be composed of carbon
([88], [89]), polyglactin [90], polyglycolic acid (Dexon®) [91], or polylactic acid [92]. In
the 70s, Jenkins et al. (1980) investigated flexible carbon implants for ligament or tendon
injuries. Special affinity of the living tissue with carbon was observed [88]. Moreover,
carbon based scaffolds enhance the mechanical properties of the tendon and improve
the alignment of collagen neo matrix. However, fragmentation of this kind of material
often occurs and may leads to some irritation of the joint. Finally, they should not to be
used close to metallic implants as they can react together. To overcome these drawbacks,
Alexander et al. (1983) tried to coat carbon implants with polylactic acid but could not
reduce the fragmentation process [93].

Figure 1.13: Image of commercially available synthetic graft: Artelon®. [94]

Synthetic polymer grafts are also designed as a tissue mesh. Shoaib et al. (2016) per-
formed surgical repair in 7 patients suffering from symptomatic chronic Achilles ten-
don rupture with a bio-absorbable polyurethane polymer device (Artelon®) [94] (Fig.
1.13). Artelon® can be seen as the resorbable equivalent of the Orthotape® previously de-
scribed. They compared this synthetic tendon augmentation to the Krakow suture alone.
Better results were shown with the Artelon® graft. The authors also suggested that this
device could be used for defect larger than 5 cm. Finally, they recommended to combine
it with non-resorbable suture in order to secure the augmentation over the years.

We have seen that synthetic grafts show promising results for tendon repair and in par-
ticular for the mechanical properties. However, some concerns persist as they may lead
to foreign body response. This is also the same for xeno-allografts, and in the case of au-
tografts, the inherent risk of creating new lesions is too high and may lead to secondary
surgery. So clinical practices or devices to repair tendon get closer to the ultimate goal
but they often lack one specific criteria as strength or body tolerance. This is why, some
new scaffolds based on synthetic or biocomponents are currently developed. Such engi-
neering is not straight-forward and needs to meet several strict specifications that we will
discuss below.
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1.2 Tissue engineering for tendon repair

1.2.1 Scaffold design specifications

Tendon being such a specific tissue, with multiscale order and high mechanical so-
licitations, scaffolds for reconstruction must meet several requirements. These are de-
pendent on the site aimed for reconstruction. Indeed, tendon size and shape can vary
greatly, in function of the location in the body. Whereas rotator cuff and patellar ten-
dons are sheet-like, length and width being in the same order and much greater than the
thickness, Achilles tendons are rather unidimensional, in a rope-like manner shape [95].
Typical dimensions are given in Table 1.14.

Figure 1.14: Requirements for an ideal scaffold for tendon repair with description and quantitative
criteria when assessable. [11]

Scaffolds must meet as much as possible the native mechanical properties to resist so-
licitations and promote cell differentiation [96]. Even though tendons and ligaments are
sometimes indiscriminately named in papers given their similarities, they do exhibit dif-
ferences when it comes to mechanical properties. Ligaments are usually not as stiff (mod-
ulus from 5 to 450 MPa) and strong (UTS between 1 and 50 MPa) as tendons and are more
elastic (strain at break from 10 to 40 %) [28]. Another specificity that the scaffolds must
mimic is the uniaxial structure of tendons, aligned along the direction of load. To obtain
neo-tendons by promoting cell alignment and differentiation, scaffolds should mimic this
anisotropy. The influence of scaffold anisotropy has been widely investigated, by using
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microgrooves in the micrometer scale for instance [97][98]. Scaffold alignment may be
important down to 100 nm, based on the work of Van Delft and co-workers [99].

Scaffolds for reconstruction must also comply with general specifications for regenerative
scaffolds. Biocompatibility is an obvious specification but its definition is not straightfor-
ward and has evolved with time. Now, it goes further than the old definition, i.e. the ab-
sence of immune rejection or toxicity, called "bio-tolerable" by Mertz [100], adding "the
ability of a device material to perform with an appropriate host response in a specific
situation" [101]. Scaffolds should not be inert to the body but bioactive, promoting cell
adherence and proliferation. Scaffold porosity is here paramount to ensure exchanges
and cell penetration.

Besides, the scaffold must be regenerative, enabling cells to differentiate and adopt the
relevant phenotype to reconstruct the ECM. Many parameters are at stake here such as
mechanical properties of the scaffold, its structure and alignment as well as chemical cues
[96] of the ECM or growth factors. To allow good regeneration, the scaffold should at least
be biodegradable or even better, bioresorbable, based on definitions given by Vert [102].
This includes the degradation and the elimination of the polymers and by-products. Time
of degradation and the subsequent change in mechanical properties are also crucial for
tendon reconstruction but very seldom investigated due to the complexity of such a study.
To assess the question, works on small intestinal submucosa (SIS) in canine Achilles ten-
don repair, carried by Badylak et al. (1995) and then Gilbert et al. (2007) are valuable.
Badylak et al. (1995) reported full use of the injured leg by the dogs after 9 to 13 weeks and
recovery of injured tendon strength after 12 weeks as assessed by tensile testing [103].

Degradation rate of SIS was investigated by Gilbert et al. using carbon 14 measurements,
showing 60% loss after 4 weeks and total degradation after 2 months [104]. Thus, we can
hypothesize that time span aimed for degradation should be around two months and that,
after degradation of the scaffold, recovery and strengthening continue in the month scale.

Last but not least is the processability of the material. This factor is key to meet the spec-
ifications listed above and remains one of the main challenges for biomaterials, as the
processing should not degrade their properties.

We will first present the tissue engineering techniques which are mainly used to pro-
duce scaffolds for tendon repair. Then, we will review the different materials that com-
posed suwh scaffold and we will focus on the collagen type I, which is our "raw material"
for our work.

1.2.2 Presentation of the main TE techniques used for tendon repair

A variety of TE engineering techniques is currently investigated in order to produce
scaffolds that fulfill all tendon criteria. Here, we report the procedures mainly used and
which lead to constructs tested in vitro and in vivo for tendon repair.

As tendons exhibit hiearchical structure made of several fibers, fibrils bundles at different
scales, the main idea is to produce threads and assemble them by braiding, gel embedding
etc process. The synthesis of threads can be performed by different techniques as the
three presented below:
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Figure 1.15: Schematic of the techniques of: A: Extrusion protocol where solution held in the sy-
ringe is forced to pass through the tubing and arrives in the buffer which induces the thread for-
mation; B: Electrospinning protocol where a high voltage is applied between the nozzle and the
collector, forming a jet of the polymer solution that dries into fiber; C:3D printing setup where
a dispensing unit is monitored in the three directions of space by a computer to deposit bio-ink
layer by layer. Adapted from [11]

Extrusion

The extrusion process consists in forcing a material or a solution to pass through a die,
giving its shape to the resulting extrudate. This method provides bars, tubes or fibers
with a high production rate (few cm/s [105]). It is quite simple to implement as it only
needs a syringe with a needle and a bath to induce the thread formation at the die exit
(Fig. 1.15 A). The main advantages are its "technical simplicity" and its efficiency. Several
parameters play a major role in such technique and may be well controlled in order to
produce regular threads. Moreover, most of the authors used not only one extrusion bath
and increase the set-up complexity by adding others baths to dehydrate the new forming
thread [105]. Finally, co-extrusion procedure, directly derived from simple extrusion, is
also widely used to mix directly two species or to produce hollow fibers.

Electrospinning

Electrospinning is a widespread technique for fibrous scaffold production (Fig. 1.15, B).
This method, based on a simple and inexpensive set-up, uses an electrical field to cast
various materials, such as polymer solutions or melts, into fiber, making it attractive for
tissue engineering. Briefly, a high voltage is applied between a grounded target and a nee-
dle provided with the liquid of interest, leading to charge accumulation at its surface [106],
[107]. For sufficiently high voltage, the surface tension is overcome, leading to the forma-
tion of a liquid jet that forms a fiber which dries and is collected on the target, resulting
in a fibrous mat. To achieve electrospinning of a polymer solution, many requirements
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must be met. In addition to the setup parameters such as voltage or solution feeding rate,
and the ambient conditions such as temperature and humidity, intrinsic characteristic of
the solution are paramount to electrospin it. Ideal solutions must have low surface ten-
sion and high conductivity [108], viscous enough to form a stable jet that does not break
before drying [109] but not too much to ensure sufficient flowability [110] and dry fast
before reaching the collector [111]. Usual solvents such as acetic acid lack the viscoelastic
properties needed to form a stable jet and do not evaporate fast enough before reaching
the collector [112].

3D printing
3D printing or additive manufacturing, has breached in most good manufacturing sec-
tors in the last few years and tissue reconstruction is no exception (Fig. 1.15, C). Based on
the knowledge acquired on scaffold manufacturing and facing new intrinsic problems, it
gives high hopes for its capacity to design complex macroscopic shapes of scaffolds as
seen in the previous paragraph, as well as enable precise cell deposition. It consists in a
layer-by-layer computer aided deposition that enables the construction of 3D structure
designed on the computer. This technique is currently used in research on skin, cartilage,
bone, aortic valve [113]. Different methods of deposition have been developed such as
inkjet, extrusion or laser-assisted bioprinting [113],[114],[115], as well as different hydro-
gel based inks, called bio-inks [116].

1.2.3 Synthetic polymer scaffolds

Synthetic polymer scaffolds can have a sheet-like shape for tendon augmentation re-
pair, similar to the one of synthetic grafts or have a more tendon-like structure made of
thread bundles [117]. The materials used are here based on poly( - hydroxy acids). In this
category,we find the most commonly used polymer: PGA, PLA, PCL...[2]

Figure 1.16: PGA/PLA scaffold example: The scaffold was composed of an inner part of PGA unwo-
ven fibers (A) and an outer part of a net knitted with PGA/PLA fibers(B). The outcome of assembled
two parts (C). [118]

In this way, Cao et al. (2001) used unwoven polyglycolic acid (PGA) fibers, which they
assembled in a cord shape and wrapped with acellular intestinal submucosa membrane
[119]. Tenocytes were cultured on it. Then, they created a 2.5 cm long defect in the sec-
ond digital flexor profundus tendon of hen and repaired it with the cell-scaffold. They
harvested the specimens at 8, 12 and 14 weeks and performed histological observations.
The longer the graft stayed in the body, the better were the biomechanical properties.
The authors suggested that a minimum time was required for a good tissue remodeling of
the tendon. Histological results showed that the neo tendon contained a large amount of
tenocytes and presented its own structure, easy to distinguish from native tendon.
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Other in vivo studies came to the same conclusions. Indeed, Ouyang et al. (2003) tested
with their biodegradable knitted poly-lactide-co-glycolide (PLGA) scaffold for Achilles ten-
don repair on a rabbit leg model [117]. Bone marrow cells were seeded on it before im-
plantation. This pre-implantation step allowed a higher rate of tissue formation and re-
modeling than the cell-free construct. With the same approach, Deng et al. (2014) also
investigated this type of polymer scaffold [118]. PGA/PLA constructs were fabricated by
combining PGA unwoven fibers longitudinally arranged to form a cord with an outside
net scaffold knitted with PGA and PLA fibers. The composite scaffold resulted in a cord
(Fig. 1.16). They showed that the in vitro culture of these scaffolds before in vivo implan-
tation improves the new matrix formation thanks to the in vitro cells already present in
the scaffold. Moreover, their constructs bridged large defects of about 3 cm and displayed
quite good mechanical properties (E=50MPa).

Synthetic polymer scaffolds present promising in vivo results and there is no biocompat-
ibility concerns as for synthetic grafts. Thus, the main strength of synthetic constructs
relies on their mechanical properties. However, other approaches based on natural com-
ponents close to the native ones arose to avoid the question of possible inflammation or
rejection reactions of the patient.

1.2.4 Scaffolds based on natural/organic components

Silk based scaffolds
Silk is increasingly investigated as a potential material for tendon repair. This pro-

tein often extracted from silkworm displays unique mechanical properties when used as
a construct material. For now, scaffolds made from silk fibers are tested for the anterior
cruciate ligament repair. Altman et al. (2002) designed a sophisticated silk fiber wire-rope
and tested it in in vitro conditions [120]. Their scaffolds exhibit benefits in terms of me-
chanical properties (close to the native ligament ones), biocompatibility and degradation
rate, which is slow. In this way, Fan et al. (2008) used knitted silk mesh filled with silk
sponges, similar construct as shown in the figure 1.16. Those scaffolds were first put in
contact with cells and then implanted in rabbit model [121]. Here again, after 24 weeks,
remarkable results were obtained, which are promising for clinical applications.
However, some questions about the degradation rate still remain. In fact, as those ma-
trices are slowly degraded by the body, this may lead to body foreign response, or even
worse, fibrosis. Moreover, the purification of the silk must be perfectly executed: if some
traces of sericin, which is a glue-like protein, are not removed, this may lead to increased
adhesion of the scaffold with the surrounding tissues.

Polysaccharides
The polysaccharides represent an other source of materials for tendon TE. In this

category of biopolymer, we can find: alginate, chitin, chitosan, agarose, pectin etc. In
Nowotny et al. (2016) work, pure chitosan scaffolds are produced by wet electrospinning
and braiding steps [122]. An example of such construct is presented in figure 1.17. The
mechanical properties are improved with larger chitosan filaments and reach moduli of
about 100 MPa. Cells adhered on the scaffolds in a comparable manner to the control
(polystyrene 2D wells).

Other polysaccharides such as alginate may also be used. Namba et al. (2006) tested algi-
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Figure 1.17: Braided chitosan scaffolds.[122]

nate solution injection post-surgery on tendon repair site in rabbits [123]. They showed
that the lesions coated with alginate presented less adhesions and that the joint exion was
improved. This non-adhesive property is promising for the synthesis of new scaffolds as
adhesion occurs on the scared tendon areas and decreases the entire recovery of the joint
motion.

Silk and polysaccharides display both amazing properties and are good candidates in the
tendon gold standard quest. As some aspects need to be improved, several studies are
nowadays based on hybrid scaffolds such as: silk/PLGA

Collagen based scaffolds

Collagen type I present lots of advantages as it is the main component of tendons
and because it is biocompatible and degraded by enzym with low inflammatory response
[81], [124]. It promotes cell adhesion [125] and differentiation [96], and is one of the most
favorable biomaterials for cell survival compared to cheap and easy to use alginate for
instance, or to chitosan [116]. It is thus a promising material that fuels much innovative
research [105].

a) Extrusion

Collagen solution extrusion was first developed in the 1960s to create new biosutures
for ophthalmic surgeries [126]. Since then, the potential of this molecule was highlighted
leading to its widespread use in tissue engineering. Collagen solution extrusion is quite
easy to implement requiring only a syringe, a needle or tubing, a collecting bath and a
device to control the flow rate (syringe pump) (Fig. 1.15, A). Basically, to produce collagen
threads the syringe is filled with a collagen solution and mounted in the syringe pump.
Then, the solution will pass through the tubing and will go out in a bath containing the
fibrillogenesis buffer. Finally, some other post-production processes can be performed
[127–133]. Self-assembly of collagen may occur either with a pH transition when using an
acidic collagen solution and a basic to neutral pH buffer, or through a temperature jump
for cooled neutral collagen solution.
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In most studies, the collagen is extracted from rat tail (RTT) or bovine Achilles tendons
(BAT). Zeugolis et al. (2008) compared the properties of threads made of RTT or BAT acidic
collagen [134]. By scanning electron microscopy, they observed no significant differences
in the substructure of the collagen fibers in the two kinds of threads. Collagen concen-
tration of solution commonly used ranges from 5 mg/mL to 30 mg/mL in acidic condi-
tions (pH=2) [128], [130], [132; 133; 135]. For the fibrillogenesis buffer, the same basis is
found in different studies: 135 mM of NaCl, 30 mM of TES (tris(hydroxylmethyl)methyl-2-
aminoethane sulphonic acid) and 30 mM sodium phosphate dibasic with a resulting pH
of 7.5 [129; 130; 133]. Other buffers as phosphate saline buffer (PBS) [131] or polyethylene
glycol in sodium phosphate dibasic and monobasic are also used. Characteristic dimen-
sions of collagen threads, obtained by this technique, range from 100 µm to 1 mm for wet
diameter and around 20 µm to 100 µm after drying [111], [129; 130; 133]. The length de-
pends on the syringe volume capacity and the inner diameter of the tubing. In general,
the order of magnitude of the collagen thread length ranges between a few centimeters
to meter. Mechanical properties of collagen strands have been measured routinely in
dry conditions and, less frequently, in wet conditions. Cornwell et al. (2007) measured
Young modulus of wet collagen fibers around 4 MPa [132]. Regarding the elastic modu-
lus of native tendon, those fibers are between 2 and 3 orders of magnitude "weaker". For
the ultimate tensile strength (UTS), Cavallaro et al. (1994) [105], Cornwell et al. (2007)
[132] and Dunn et al. (1993) [130] obtained results ranging from 1.2 to 10 MPa. Dunn
et al. (1993) also observed that UTS decreases when the diameter fiber increases. So, in
wet conditions, which mimic the physiological environment, mechanical properties of
collagen fibers are still far from that of native tendon (Fig. 1.14). This is why different
cross-linking (CXL) agents are commonly used to improve those characteristics. Cross-
linking process consists in creating new bonds between collagen molecules with chemi-
cal species or external excitation sources. The most commonly used on collagen threads
are glutaraldehyde, carbodiimide (EDC), cyanamide, hydroxysuccinimide (NHS) and de-
hydrothermal treatment (DHT), simple drying process, or ultra violet (UV) exposition.

Kato et al. (1989) have shown that they can produce collagen threads cross-linked with
glutaraldehyde having an UTS of 50 to 66 MPa in wet conditions [131]. Those results are
in the same range than UTS of rat tail tendons (33 to 39 MPa). The UTS is divided by a
factor 2 for severe dehydration and for EDC treatment. As for Young modulus, they reach
400-500 MPa with glutaraldehyde CXL process. Zeugolis et al. (2008) evaluated mechan-
ical properties of collagen threads dried under their own weight [136]. Young modulus
of those strands ranged from 1 to 3 GPa and UTS from 0.2 to 0.3 GPa. These results have
similar values as native tendon (Fig. 1.14). However, we have to keep in mind that in this
case, tensile testing is performed in dry conditions, which are not close to the physiolog-
ical ones. As for Kato et al. (1989) [131], they lose on average 3 orders of magnitude in
wet conditions. Finally, to have as many bonds as possible, some combinations of CXL
processes can be used (dehydrothermal with cyanamide [130] etc).

The alignment of collagen fibrils inside the collagen threads is also a parameter to take
into account. The extrusion technique has the main advantage to induce collagen fib-
rils alignment in the longitudinal axis, thanks to the high strain applied when collagen
solution is forced to pass through the narrow die ([105], [129]). This phenomenon can
be further increased by stretching the threads [127]. Lai et al. (2011) observed that, in
vitro, human fibroblasts cultured during 1 or 2 days have an elongated shape following
the longitudinal axis of the collagen fibrils [129]. This suggests that there is some con-
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tact guidance of the cells on the collagen threads structure. Cornwell et al. (2007) high-
lighted the problem of CXL post-process on collagen threads. Indeed, they observed that
fibroblast migration rate decreased by using CXL agents [132]. A compromise between the
improvement of mechanical properties with CXL techniques and the upgrading of cell
proliferation must be found. To go further, Dunn et al. (1993) implanted their collagen
threads in subcutaneous space of rabbit during 4 weeks. The threads were surrounded by
a fibrous tissue and were colonized by inflammatory cells and fibroblasts [130]. Threads
crosslinked with DHT combined with cyanamide were degraded over 4 weeks. Cavallaro
et al. (1994) also had promising results in a canine ligament model and a rat abdominal
repair model that can be transposed for tendon repair [105]. They noticed neovascular-
ization and cell infiltration in the collagen threads. In both studies, no rejection of the
collagen scaffolds was observed.

b) Electrospinning

Collagen electrospinning was achieved using fluoro-alcohols[137]. However, such a
process was proven to denature collagen [112]. Indeed, resulting collagen is soluble in
water, does not exhibit characteristic D-banding under transmission electron microscopy
and has lower denaturation temperature. Further proofs were given thanks to circular
dichroism, electrophoresis and infrared spectroscopy. Attempts succeeded in electro-
spinning collagen in benign solvent such as Phosphate Buffer Saline and ethanol mix
[106] or acidic solution with poly(ethylene oxide) [138]. Bürck et al. (2013) demonstrated
that electrospun collagen fiber from this solvent did not preserve much better the native
structure of collagen and that part of the denatured collagen was intrinsically due to the
electrospinning process and not to the solvent [111].

Recently, Elamparithi et al. (2015) reported successful electrospinning of collagen in 97:3
(acetic acid:DMSO) mix with fibers exhibiting the characteristic D-banding of native col-
lagen [139]. However, no further investigation on native collagen content was carried
out. The cross-linking of the resulting fibrous mat after electrospinning with 1-ethyl-3(3-
dimethylaminopropyl) carbodiimide hydrochloride does not allow for water solubility
test and gives surprisingly low mechanical properties with modulus and tensile strength
at maximum load of a few kPa. This may be suitable for non-load bearing tissue recon-
struction such as cardiac tissue, aimed by the authors, but not for tendon reconstruction.

Thus, electrospinning of collagen for tendon reconstruction seems only relevant when
collagen is co-electrospun with biodegradable synthetic polymers such as poly(l-lactide-
co-ε-caprolactone) [140] or poly(L-lactic acid) [99], as it improves biocompatibility of syn-
thetic polymers. For instance, an interesting work was published by Ladd et al. (2011) who
electrospan two different polymers with collagen to reproduce the musculo-tendinous
junction: the poly(L-lactic acid), being stiffer, for the tendon part and poly(ε-caprolactone)
for the muscle part [141]. Whereas the synthetic polymers provide mechanical strength,
the collagen promotes good cell viability close to 100% after 7 days of both C2C12 my-
oblasts and NIH3T3 fibroblasts seeded on each part.

c) 3D printing

The use of collagen as an ink for 3D printing raises an obvious interest and is inves-
tigated especially for bone [142] and cartilaginous tissue reconstruction [143]. However,
current research faces difficulties to obtain self-standing 3D printed structures. Thus, col-
lagen is often used to enhance the bioactivity of widespread bioinks such as alginate [144]
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or agarose [115] that are cheap and easy to use but show lower bioactivity compared to
main components of the ECM. It is also used with calcium phosphate [145] for bone re-
construction or mixed with fibrinogen [146] that is easy to crosslink.

Figure 1.18: 3D plotted collagen scaffold (33 layers) in dry state [147]

Other techniques to print collagen self-standing structures are the deposition of collagen
on a cold plate to freeze the solution when deposed [144], or the use of sacrificial negative
molds [148],[149]. An original process that is worth mentioning is the printing of a core-
sheath collagen-alginate structure [150]. Here again, collagen is sometimes used without
inducing fibrillogenesis. Besides, the protocols used can be too harsh to incorporate cells
in the bio-ink, preventing the use of additive manufacturing to deposit cells in an accurate
and homogeneous way. A few articles deal with pure collagen self-assembled during or
after printing [151], [152]. However, for collagen [152] as well as for fibrinogen [146], this
leads to tedious protocols where the scaffold is incubated, after each layer printing, either
at 37˚C or with thrombin respectively.

One currently adopted strategy is the printing side-by-side of an artificial biodegradable
polymers and a bio-ink with incorporated cells. The artificial polymer confers mechani-
cal integrity to the scaffold whereas the bio-ink allows exact cell deposition with suitable
bioactivity [146], [153]. To our knowledge, despite the control on porosity, macroscopic
structure and cell incorporation that this technique offers, no article about 3D printing of
collagen for tendon reconstruction has been published yet. This can be explained by the
difficulty of handling collagen and the poor mechanical properties obtained with colla-
gen in other domains such as extrusion. As collagen is often used with other bio-inks for
its bioactivity, some chose gelatin instead for its lower price. For instance, Merceron et
al. (2005) published the co-printing of two synthetic polymers polyurethane (PU) and
poly(ε-caprolactone) (PCL) together with a bio-ink based on hyaluronic acid, fibrino-
gen and gelatin, to reproduce the musculo-tendinous junction [154]. The bio-ink con-
tained C2C12 myoblasts on the PU side while the bio-ink on the stiffer PCL side contained
NIH/3T3. The construct exhibited good cell viability, high cell alignment and character-
istic musculo-tendinous gene upregulation. They highlighted the ability offered by 3D
printing to deposit different cell types in precise locations, paving the way to complex
multicellular scaffolds for regeneration.

1.3 Conclusion

Current tendon repair methods are mainly based on sutures and grafts that have proven
to be effective but exhibit intrinsic drawbacks. Even though tendon structure is not com-
pletely understood, tendon regeneration based on bioengineered scaffold is promising.
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The diversity of techniques and the increasing know-how in scaffold design allows tack-
ling new exciting aspects such as alignment, multi-scale organization, scaffold tailoring or
multi-cell deposition. Noteworthy mechanical stimulation appears also to be a key factor
for tendon healing, independently of the suture, graft or scaffold used. Collagen I stands
out from other biomolecules as main component of tendon and thanks to its suitable bio-
compatible properties. However, mechanical properties of collagen scaffolds remain an
issue. Cross-linkers such as carbodiimide are mainly used to improve them but are not
sufficient to bridge the gap and may introduce some drawbacks.

In this work, we thus chose collagen type I solutions to be shaped as tendon-like scaf-
fold, at concentration range almost 20-fold higher than in other studies. We have seen that
the first and easiest way used to produce threads is the extrusion technique. However, this
process must be fully controlled as complex fluids extrusion may lead to severe flow in-
stabilities, which disturb threads morphologies. Therefore, we designed a home-made
extrusion set-up, where a large range of pieces and parameters are adjustable and where
the exit flow is observed in real-time. A system model with similar rheological properties
is chosen to study those instabilities and control them while extruding dense collagen so-
lutions. Some hybrid threads will also be tested to combine these two systems exhibiting
interesting behaviors. Finally, the collagen based threads will be cultured with cells in
vitro under different conditions to assess their interactions with biological systems.
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Chapter 2

Methods and materials

“Like so many things, it is not
what’s outside, but what is inside
that counts.”

The Merchant in Aladdin

Abstract
In this chapter, the home-made experimental set-up of extrusion is first presented and its main
parts are detailed. Moreover, we quantified the new device’s performances and limits. Then, the
physical bases of rheological and mechanical testing are explained and the experiments’ parame-
ters are given. In a second part, the materials used in the following studies are described: collagen
type I, sodium alginate and collagen-alginate mixtures. The solutions’ purification, preparation
and their physico-chemical properties are reported here.
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2.1 Methods

2.1.1 Extrusion set-up

As mentioned above in section 1.2.2, extrusion consists in forcing a material to pass
through a die. This method allows either to produce threads as in the textile industry and
in tissue engineering (3D printing) or to study instabilities as in the microfluidics field. To
fulfill the present goal, we built an in-home extrusion apparatus. This tailored set-up is
designed as follows:

Figure 2.1: Scheme of experimental set-up of extrusion

A steel rod is clamped to a stepping motorized stage which imposes its velocity vp

ranging from 0 to 2000 µm/s . A load cell LCM201 Series from OMEGA (Fig 2.1, dark blue
rectangle) was calibrated in tension for compression ranging from 100 N to 500 N. It is
connected to an on-line transducer in order to assess the force F applied on the syringe
piston. During the extrusion of our complex fluids, forces of 10 to 50N are reached.
A syringe (Terumo) of 1 mL contains the fluid to be extruded. It has an inner diameter
equal to the piston diameter Dp of 4.45 mm. Metallic needles, glass capillaries or PTFE
tubings with characteristic length L and inner radius R are set at the syringe end.
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A steel structure is fabricated to hold the syringe and its capillary vertically. It is com-
posed of a cylindrical piece, which is shaped to fit tightly the syringe and a second piece
to insert the optical glass cell (Hellma) containing the extrusion bath. This one can be re-
moved so as to collect the extruded thread at any time during the process, while keeping
the syringe in place. Holes are drilled on the last piece to create optical windows. The
whole set-up is put inside a temperatue controlled enclosure.

An optical mounting is added to observe the extrusion in real-time. A quasi-parallel
beam is created with a light source (S) limited by a diaphragm placed at the focal length of
a convergent lens. A polarizer (P) and an analyzer (A) are inserted so that the birefringence
of the stressed fluid can be observed. The light beam illuminates the glass cell and the
extrusion flow is followed thanks to a video camera equipped with a macro-objective and
placed on the other side. Acquisition speeds of 600 frames/s can be reached. This optical
system allows us to obtain extrusion images of a high contrast level as shown in Figure
2.2. It allows us to distinguish clearly small changes of the refractive index as well as other
structural particularities.

Figure 2.2: Example of an extrusion in a solution bath at the needle exit. The black rectangle is the
needle exit. It is possible to see the gelation front ("black" region) growing progressively from the
flow outside. Scale bar = 200µm

The motorized rod stage, the load cell signal and the camera are piloted by a program
interface made by Olivier Ronsin to synchronize and control them easily.

2.1.1.1 Key constituent part: the needle

Our set-up allows us to control almost all the physical parameters of the extrusion
such as the piston velocity, die diameter, temperature as well as chemical parameters by
adjusting the collecting bath nature. Moreover, an other set-up part can be adapted to
control more sensitive aspects of the extrusion as the die exit material. In fact, the die exit
consists in an empty hose in which the fluid from the syringe will pass through. Along
the die, this fluid will interact with the walls die. This interaction is governed by the hose
material dimensions, composition and the fluid nature.
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Thanks to our experimental set-up, the syringe exit can be changed and thus the material
of the hose too. In the microfluidics field, typical set-up do not display such adaptabil-
ity. Indeed, the polydimethylsiloxane (PDMS) is the major component used for the fab-
rication of devices to study flow physics. Even if some coating processings (gase-phase,
plasma, sol-gel...) can be used to modify the PDMS surface nature, those strategies are not
very convenient to implement [1]. In our case, hoses made of different materials (stainless
steel, glass or PTFE) will be prepared and used as detailed in the following section.

2.1.1.1.1 Metallic needles

Sterile stainless steel needles with a normalized Luer nozzle were purchased from Ster-
ican (BRAUN) and Fine-ject. Several gauges were available from 18G to 27G. A large gauge
corresponds to a small diameter. Table 2.1 presents the needle characteristic dimensions
supplied by the manufacturer.

Length (mm) Outer diameter (µm) Inner diameter (µm) Gauge
20 400 220 27G
25 450 240 26G
25 500 250 25G
30 600 390 23G
30 700 460 22G
50 800 500 21G

120 800 500 21G
40 900 650 20G
40 1100 780 19G

Table 2.1: Chacteristic dimensions of stainless steel needles

Figure 2.3: Example of a 23G needle tip, Scale bar = 250µm

These hypodermic needles exits present almost 3 angles (2.3). The aim of this geome-
try is to ease penetration with less painful puncture for example during an injection or a
blood sampling. In our case, this makes the extrusion study at the exit more complicated.
This is why, needles were recustomized in the laboratory in order to remove the sharp
lancet point and obtain a blunt tip.

For this, the needle is fixed to a support and mounted on the saw machine to cut the
sharp lancet point with the diamond wire (Fig 2.4,1). The cut-needle is placed into a glass
tube of the same height and sealed on its basis on a glass slide (Fig 2.4,2). The whole
system is put in the heat chamber at 110 ˚C. A mixture of beeswax and rosin previously
prepared and heated at the same temperature is filled into the glass tube(Fig 2.4,3). It is
cooled at room temperature and the excess of resin is removed. The glass tube containing
the needle can be handled and place in contact with a polishing lathe (Fig 2.4,4) coated
with silicon carbide powder (abrasive element). The needle extremity is polished until
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Figure 2.4: Protocol of blunt needles fabrication. 1) Cutting the sharp lancet point, 2) Needle in-
stallation for 3) Resine embedding, 4) Exit polishing, 5) Acetone cleaning to remove resin remains,
6) Needle with blunt tip

its edges are smooth, which is controlled by optical microscopy. Finally, the glass tube
is removed and the blunt needle is washed with acetone to bring out resin remains(Fig.
2.4,5). The needle obtained is finally ready for use (Fig 2.4,6).
Similar procedures will be adapted to create glass capillaries of different diameters and
structures as shown in the following part.

2.1.1.1.2 Glass capillaries

Borosilicate glass capillaries were purchased from CM Scientific. The outer diameter
was chosen in order to be compatible with the inner diameter of stainless steel needles.
In fact, the plastic extremity (Luer nozzle) of the needle is essential to be mounted on the
syringe. The idea is to keep this part and to insert the glass capillary inside. Therefore glass
capillaries with inner diameter of 200, 300 and 500µm, outer diameter of respectively 330,
400 and 700 µm, were chosen.
Needles are cut at 1 cm of the input extremity with diamond wire saw (Fig 2.5 1)). Capillar-
ies are cut to the desired length with a diamond-point and put inside the needle. The cut
extremity was inside the needle and the manufactured one outside to have a clean blunt
exit. The connecting point is glued and sealed horizontally with araldite (Fig 2.5 2)). The
whole system is dried at room temperature overnight.
To study the input effect during the extrusion, combination of glass capillaries were fabri-
cated. As shown in Figure 2.5 a) and b), two capillaries of different diameters were affixed
to create either a branch narrowing or expansion.
Other strategies were performed to study the effects of the capillary inner surface or of
the exit edges. For the first one, glass capillaries were put close to a hydrofluoric acid
(HF) solution at 1% during several hours. By capillary action, the HF solution goes up to a
certain height, given by the Jurin’s law and react with the borosilicate glass. The idea is to
control the height of the treatment and to make the inner surface more porous in order to
change the fluid/capillary interaction. However, no clear effects were observed and this
approach was not followed up.
For the second one, to study the effect of the sharp edges of the capillary extremity, MF-
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Figure 2.5: Protocol of glass needles fabrication. 1) Cutting the sharp lancet point, 2) Capillary
installation and sealing with araldite, different configurations of a) narrowing and b)expansion
capillaries

microforge at the laboratory Matière et Systèmes Complexes, Paris 7 was used to fire-polish
those singularities. Briefly, the glass capillary tip is heated close to the resistive electrical
heating element and brought to a temperature where its surface melts. As a consequence,
the glass tip becomes smooth. However, the heating seems to be too intense for those
capillaries as it leads to a diameter narrowing. Some extrusions were tested with those
new capillary but will not be detailed in the following chapter.

Figure 2.6: Microscope images of a) 200 µm capillary extremity without any treatment, b) Fire-
polished 200 µm capillary tip. Scale bar = 100 µm

To go further in the study of the fluid/material interaction, the question of the wetting
of the surface arises. Indeed, stainless steel needles and borosilicate glass are both hy-
drophilic materials. The idea was to study the extrusion of the fluid against a hydrophobic
surface in order to lower the wall frictions and for this, we chose Teflon.

2.1.1.1.3 PTFE tubing

Polytetrafluoroethylene (PTFE, Teflon) tubing purchased from Adtech Polymer Engi-
neering were used. The same procedure as for glass capillaries (Fig. 2.5) was performed
to obtain capillary of PTFE tubing. The PTFE tubing chosen has an inner diameter of 300
µm and an outer diameter of 760 µm. As the araldite does not stick to the Teflon, the
connecting point was sealed with Parafilm M.
An unexpected property of the PTFE was a great surprise during the first test with this
type of capillary. In fact, the contrast obtained with the optical system is clearly enhanced
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when PTFE tubing is used, making details easier to distinguish the tubing. This is due
to the refractive index of the PTFE. In fact, it is close to the one of the water. For the
same wavelength of 589.29 nm and temperature (20 ˚C), the refractive index of PTFE is
1.35− 1.38 and 1.33 for the water. Compared to the borosilicate refractive index (1.47),
PTFE tubing thus ensures a better insight of what is happening in the capillary, and helps
to better understand extrusion phenomena.

2.1.1.2 Set-up performances and limits

Our experimental set-up of extrusion allows us to impose the velocity of the piston, i.e.
the throughput. As for a capillary rheometer, the force applied on the piston is measured,
in our case, with the load cell presented previously. The steady state is achieved when
the force signal (monitored in real-time) becomes constant. In the following part, the
different conditions to reach a steady flow regime will be described.

2.1.1.2.1 Friction behavior

During the extrusion experiments, force signal oscillations are observed for a restricted
range of vp values. This was first attributed to extrusion instability akin to the spurt-flow
instability which manifests itself by periodic relaxation oscillations of the force.
However, no flow instability was discerned at the capillary exit. To assess the origin of
those signal fluctuations, we performed extrusion with an empty syringe (air), or a sy-
ringe filled with either distilled water or Rhodorsil® Oils 47V1000 (polydimethylsiloxane
oils) at different piston speeds and registered the respective force signal. No capillary was
mounted on the syringe. The results obtained for piston velocities of 100 and 500 µm/s
are presented in the following Figure 2.7:

Figure 2.7: Force signals registered during the extrusion of a) Air, b) Water and c) Oil, made without
capillaries at piston velocity of 100 µm/s (dotted blue) and 500 µm/s (purple) .

For all conditions, the force signal is constant at about 0.5 N at vp =500 µm/s. At 100
µm/s, periodic oscillations of 1N are clearly observed even with the empty syringe. Those
fluctuations are composed of two phases: a first one characterised by a slow force relax-
ation increase and a second one by an instantaneous decline. This can only be due to the
piston frictions against the walls of the syringe. In fact, the piston rod extremity (in black,
Fig. 2.8, 1)) composed of a thermoplastic latex-free elastomer is ultra-flexible to perfectly
fit the inner diameter of the syringe and to create a tight seal. It plays the role of a spring.
[2]

It is known that stick-slip can be suppressed either by stiffening the system or by lu-
brificating i.e by replacing solid friction (with a threshold) by a viscous friction [3]. The
inner surface of the syringe is lined by silicone oil. Despite the presence of this lubricant,
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Figure 2.8: Image of 1) Terumo piston and 2) Home-made Dural piston. Scale bar = 1 cm.

stick of this piston extremity may occur. Thus, when the piston sticks to the syringe inner
surface, the force signal increases and when it slips, the force signal decreases etc. This
phenomenon happens for velocities ranging typically from 25 to almost 150 µm/s. As a
consequence, extrusion study is not sufficiently reliable for this range of piston velocity.
To assess those velocities and use the entire available velocity range, the second solution
of stiffening the system is selected. To do so, a home-made Dural piston is produced (Fig.
2.8, 2)). This new piston is used for extrusion of alginate solutions of low concentration (≤
4 % (w/w)). For higher concentrations of alginate or for collagen solutions, the commer-
cial piston is kept because no stick-slip is observed and furthermore in the second case
sterility must be ensured.

2.1.1.2.2 Steady flow regime conditions

In order to study the different flow instabilities at the die exit, a steady state regime
must be reached. In the following part, the different conditions to reach this regime will
be described.

Figure 2.9: Scheme of the { syringe + capillary} system and the characteristic variables. A syringe
is filled with a volume V of a solution with a density ρ. During the time t and t +d t the piston (left
dark gray) of section Sp advances at the velocity vp and forces the solution at the pressure ∆P to
pass through the capillary of section S and exit at the velocity v

Figure 2.9 displays the variables of our system. A global characteristic of the exit flow
rate in the capillary is the average velocity v defined from the volumic throughput Q and
related by: v = Q/(π×R2). As previously mentioned, the velocity vp is imposed by the
piston motion. However, due to the finite compressibility of the syringe and the fluid,
v will be not imposed instantaneously when imposing vp . Indeed, a transient regime
occurs during a time τ before the steady state is reached. During the time τ, a significant
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portion of the fluid could be wasted. It is thus of practical importance to understand the
parameters affecting τ.
Between t and t +d t , the mass entering in the capillary: ρvp Sp d t is not equal to the mass
emerging from the capillary: ρvSd t as given by the continuity principle. The volume
change of the fluid under pressure in the syringe must be taken into account and is writ-

ten as d(ρV)
d t . Moreover, as the capillary volume is small compared to the syringe volume,

its compressibility will not be significant. All the parameters are defined as described in
Figure 2.9. It can thus be written:

ρ× vp ×Sp = ρ× v ×S + d(ρV)

d t
(2.1)

We are seeking to express the velocity v . The steady state solution is known and given by:

v(∞) = vp × Sp

S

During d t , the energy due to the compression is stored either by creating volume or by
compressing the fluid containing air bubbles. This is why, the syringe compliance χs yr i ng e

and the fluid compressibility χ f lui d can be defined as:

χs yr i ng e =
1

V
× dV

dP

χ f lui d =
1

ρ
× dρ

dP

Thus, ρV may vary with an increase of∆P and we can write:

d(ρV)

d t
= ρ

dV

d t
+V

dρ

d t

= ρV × (χs yr i ng e +χ f lui d )× d(∆P)

d t

An effective compressibility is defined as: χe f f = χs yr i ng e + χ f lui d and the equation 2.1
becomes:

vp ×Sp = v ×S +V ×χe f f ×
d(∆P)

d t

By introducing v(∞):

v + V ×χe f f

S
× d(∆P)

d t
= v(∞) (2.2)

However, the velocity v depends on the pressure ∆P and is related to it via the relation-
ship:

∆P = RH × v ×S

where RH is the hydraulic impedance for newtonian fluids and is a function of the through-
put Q hence of v .
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In the case of a Newtonian fluid, RH is constant and equation 2.2 becomes:

v +V ×χe f f ×RH × d(v)

d t
= v(∞) (2.3)

We can thus define the system capacitance C as V×χe f f and deduce the time τ via a "RC"
circuit analogy:

τ = RH ×C

The solution of equation 2.3 is given by:

v(t ) = v(∞)× (1−e− t
τ ) (2.4)

At low throughput, we measured the characteristic time τ by recording signal force dur-
ing an extrusion as presented in Figure 2.10 (left).

Figure 2.10: Force signals (black) and their respective piston velocities (red) over the time obtained
for alginate solution extrusions at: low throughput (left) and high throughput (right). For low ve-
locities, the force signal becomes constant after a characteristic time τ (left) whereas it is immedi-
ate (right) at high velocities.

At vp = 100 µm/s, the transient regime is clearly observed and the steady state is reached
after a time τ about 100s. At low speed, it is also possible to calculate the hydraulic resis-
tance RH.

– Hydraulic resistance RH

The hydraulic resistance is determined by the Hagen-Poiseuille equation in the case of a
laminar flow and a Newtonian fluid. In our case, the Reynolds number Re is defined as:

Re =
ρvR

η

with ρ the fluid density, η the dynamic viscosity in Pa.s. Typical values for our system are:
ρ=1000 kg/m3; v= few cm/s, R of 250µm and η around 30 Pa.s. Thus, Re is about 10−4 ¿ 1,
which means that the fluid flow is laminar. The Hagen-Poiseuille equation can be used:

RH =
8ηL

πR4
(2.5)

55



CHAPTER 2. METHODS AND MATERIALS

where L is the capillary length of 3cm, R about 250 µm and η around 30 Pa.s. In this case,
the hydraulic resistance is: RH = 5.8 ×1014 Pa.s.m−3.
From the characteristic time τ and the hydraulic resistance values, we can estimate the
effective compressibility of the fluid in the Newtonian regime.

– The effective compressibility χe f f

The compressibility of liquids is of the order of 10−10 Pa at room temperature. We can
estimate the effective compressibility χe f f from the different physical parameters of our
set-up by:

χe f f =
τ

Vtot RH

where τ is about 100 s, Vtot the total volume considered of 0.2 mL = 2×10−7m−3 and the
hydraulic resistance RH previously calculated: 5.8 ×1014 Pa.s.m−3. The effective com-
pressibility is χe f f = 10−6Pa−1 À χl i qui d s . In microfluidics, this can be explained by the
die deformability. In our case, the syringe deformability is negligible. Another possible
explanation could be the presence of air in the liquid. In fact, some air bubbles may be
entrapped in our solutions (Fig. 2.11). This raises the question of the effect of those air
bubbles on the fluid compressibility.

Figure 2.11: Image of extrusion with a glass capillary. Air bubbles are entrapped in the alginate
solution. The volume V of interest is represented by the dotted line rectangle. Scale bar = 200 µm

We estimated the air bubbles volume Vai r in a sodium alginate solution passing in a glass
capillary of 100 µm radius by measuring the bubbles diameter (Fig. 2.11, red circles) in a
delimited solution volume V (Fig. 2.11, dotted rectangle). We obtained:

Vai r = 0.03×V

The fluid compressibility is related to the air volume fraction φai r and the pressure P by:

χ f lui d =
φai r

P

where φai r = 3× 10−2 and P is considered as equal to the atmospheric pressure of 105 Pa.
We thus obtain a fluid compressibility of 3× 10−7Pa−1 À χw ater .

Thus, at low throughputs, characteristic physical quantities as the hydraulic resistance
and the effective compressibility were calculated. χe f f values seem to be overestimated
and other parameters might be taken into account to explain this order of magnitude.
Typical time of about 100 s are observed before reaching steady state at low velocities.

At higher throughputs, the syringe would be empty before reaching a steady state. Fortu-
nately, due to the shear thinning (viscosity decreases while increasing shear rate) behavior
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of our solutions, the hydraulic resistance RH decreases markedly as the throughput Q in-
creases. The steady state regime is reached quasi-instantaneously as observed in Figure
2.10 (right).

To conclude, steady state regime is reached after waiting almost 100s at low throughput
and few seconds for high throughput. While this signal remains constant and for laminar
flows, the average velocity v will be calculated as:

v = vp ×
(

Dp

2×R

)2

(2.6)

2.1.1.2.3 Pressure drop

The pressure drop in a capillary rheometer is the difference between the pressure val-
ues measured respectively upstream (reservoir) and downstream (extrudate):

∆P = Pup −Pdown

with: Pup =
F−F f r i ct i on

π R2
pi ston

and: Pdown = p0

where p0 is the atmospheric pressure and F f r i ct i on estimated as the force on the pis-
ton which remains when the solution is extruded without any capillary. The pressure drop
is then assumed to be negligible.

Figure 2.12: Scheme of a cylinder pipe of length L and radius R. The flow velocity is represented by
the arrows and the wall shear rate σw acting on the lateral wall.

For example, in the case of a newtonian fluid the Hagen-Poiseuille relationship holds be-
tween ∆P and the throughput Q. In the following, we will make use of the average shear
rate γ̇ (rather than Q) and the wall shear stress σw (rather than ∆P). These quantities are
defined as:

γ̇ =
v

R
=

Q

πR3

57



CHAPTER 2. METHODS AND MATERIALS

and, σw :

σw =
∆P R

2 L

The latter results from the momentum balance in steady flow (Fig. 2.12):

(∆P+P0)πR2 −P0 πR2 −σw ×2πRL = 0

with R and L respectively the radius and length of the pipe.
The figure 2.13 displays the experimental rheological characteristics σw (γ̇) obtained for
ALG4 through glass capillaries of different radii.

Figure 2.13: Wall shear stress as a function of shear rate for glass capillaries of different radii: R =
100 (blue), 150 (green) and 250 (red) µm. The blue curve has been computed from the Cross law
[? ] extrapolated from the range of shear rates accessible in the cone-plate rheometer (shadowed
zone)

Since the range of shear rates relevant to the capillary rheometer is much larger than the
one accessible for the cone plate rheometer, one may wonder whether it is legitimate to
extrapolate the Cross law (well fitting the rheometer data) to the wider range. We have
therefore calculated σw (γ̇) for the Cross law. This means integrating:

γ̇ =
d v

dr

with: 
σ(r ) =

∆P r

2 L
σ(r ) = η(γ̇)× γ̇
v(r ) = 0 no slip hypothesis

(2.7)
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The integration must be performed numerically for the Cross law. However, it is interest-
ing to have a look at the analytical solution corresponding to a "power law" fluid with η(γ̇)
∼ γ̇m−1 (Fig. 2.14).

Figure 2.14: Velocity profiles for the flow of a fluid obeying a power law. Orange: m = 1, Blue: m=0.8

In this case: v(r ) = vmax(1− (r /R)α) with α = (3−m)
(2−m) . For a newtonian fluid ( m = 1), one

recovers the Poiseuille parabolic profile (for which σw = η0γ̇0(γ̇/γ̇0)n . For lower m values,
(Fig. 2.14, blue), the profile is flat over a large part of the capillary, therefore exhibiting
a central plug-like flow (Fig. 2.14). When solving for v(r ) using the full rheological law
(including the newtonian plateau) one finds that the profile evolves from the parabolic
one when γ̇¿ γ̇0 to the power law profile when γ̇À γ̇0. Thus, from the profile v(r) one
can compute γ̇), γ̇w the shear rate at the wall under no slip condition, hence σw = γ̇w ×η(

γ̇w ' 5
v

R

The pressure drop is thus quite well estimated as it gives a correct indication of pressure
magnitude. Moreover, the last definition will allow us to compute the Weissenberg num-
ber for our extrusion experiments.

2.1.1.3 Conclusion

Our experimental set-up of extrusion is designed either to study extrusion instabili-
ties origin and morphologies or to produce threads in a reproducible manner thanks to
the stepping motorized rod stage. Even if the depth of focus is not sufficient to perform
velocimetry measurements, the optical set-up allows us to observe with a high contrast
the extrusion directly through the bath.
The particular strengths are also its adaptability as the die material and the bath can be
changed, even during extrusion for the second one and its performance. Indeed, the set-
up allows us to produce threads very rapidly, around several meters in few minutes.

Few set-up limitations were identified and yet analyzed in order to overcome those draw-
backs before the extrusion flow studies. In fact, piston friction was observed and a new
metallic one was made to remove this parasitic phenomenon. Air bubbles entrapped in
the solution will be useful passive tracers in Chapter 4. The steady state regime was seen
to be reached after almost 100s at low throughput. However, thanks to shear-thinning
properties of our solutions, this time is close to zero at high throughput and avoids to
have empty syringe before reaching the steady state. Thus, those limits are turned into
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advantages and may not impact further studies. Finally, the pressure drop was estimated,
giving us a correct indication of pressure magnitude.

2.1.2 Rheological testing of polymer solutions

2.1.2.1 Physical basis

Rheology is the part of the mechanics that studies elasticity and flow characteristics of
a material. For the flow characterics of a fluid, two types of experiments can be performed:
the shear flow and the oscillatory shear flow that we will describe first. To characterize
a solid, elongation tests are performed to assess physical quantities such as the Young
Modulus.

2.1.2.1.1 Shear flow

A simple case to define the different physical quantities at play in a fluid between two
parallel plates subjected to a shear stress σ is depicted in Figure 2.15:

Figure 2.15: Velocity profile for a single shear flow of a newtonian liquid between two parallel
plates. The upper plate is moving at a constant velocity V. The shear rate γ̇ is constant along the

y-axis, and is equal to: γ̇(y) = ∂vx (y)

∂y
. The tangential shear stress σx y is applied along the x-axis on

a fluid layer surface whose normal vector n is along the y-axis.

The lower plate is fixed, and the stress σ (Pa) is applied on the upper plate which then
moves at a speed V. This configuration is called planar Couette flow. In laminar flow
regime, the liquid can be modeled by a succession of infinitely thin layers parallel to each
other and parallel to the plates. The fluid deformation is carried out by successive sliding
of the layers on each other by friction without matter transport from one layer to the other
but with momentum transport. The boundary conditions under the "no slip" hypothesis
well verified for simple fluids are vx(0) = 0 and vx(e) = V . The strain rate is defined as:

γ̇ =
dγ

d t

In the case of planar Couette flow with no wall slip, it reads:

γ̇ =
V

e

For an infinitely thin liquid layer, the local shear rate is defined as:

γ̇(y) =
∂vx

∂y
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The stress σx y is the tangentional force per unit area applied on the liquid layer by the
surrounding fluid. One defines the shear viscosity η as η = σx y /γ̇. Generally, η depends
on the shear rate, so that:

σx y = η(γ̇) γ̇

For a newtonian fluid, the viscosity η does not depend on the shear rate γ̇ and the stress
σx y is proportional to the shear rate γ̇. In the case of a simple shear flow, σx y is constant
over the thickness e by mechanical equilibrium between the different fluid layers. When,
as in the case for many fluids,σx y is a monotonous increasing function of γ̇, the shear rate
is also constant over the thickness e in steady state regime.

Stress tensor
For a general flow (different from simple shear)and for more complex materials (viscoelas-
tic), it is necessary to introduce the stress tensor which reveals all the forces applied on an
element of fluid by the surrounding medium.

Figure 2.16: On the left: Stress components σx y , σy y and σz y applied on a surface dS with the
normal n oriented along the y-axis. On the right: Stress force d f acting on a surface dS with
normal vector n presents no specific orientation.

Considering a surface element dS placed horizontally: the normal n to the surface dS
is along the y-axis (Fig 2.16). A stress σ applied to this surface can be divided into three
components along the x, y and z axes: there are respectively σx y , σy y and σz y . More
generally, the notationσi j is used, where i is the stress direction and j the direction of the
normal n to the surface dS. The tangential stresses are σx y and σz y and the normal stress
is σy y . For a force d f of any direction applied to the surface dS of normal vector n, the
stress σn applied to dS is written as:

σn = σ �n =
df

dS

In matrix notation:

σxx σx y σxz

σy x σy y σy z

σzx σz y σzz

 �
nx

ny

z

 = 1
dS ×

 d fx

d fy

d fz
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σ is the total stress tensor and can be written as:

σ = τ−p δ (2.8)

where p is the hydrostatic pressure, δ the Kronecker delta (δ = δi j , with δi j = 1 if i = j and
0 if i 6= j) and τ is the stress tensor of viscosity which appears when the fluid is moving.
Under hydrostatic condition, normal stress σn = −p only remains. The pressure p has a
positive sign in the case of a traction. For a fluid at rest, the only non-zero terms of the
tensor are the diagonal terms:

σxx = σy y = σzz = −p

2.1.2.1.2 Oscillatory shear flow

To simply explore the viscoelastic properties of a material in the linear response regime,
it is sufficient to shear it in an oscillating manner. If the fluid sample is subjected to a si-
nusoidal strain of amplitude γ0 and pulsation ω:

γ(t ) = γ0e(iωt )

The response stress σ(t ) is written as:

σ(t ) = σ0e(iωt+α)

where α is the phase angle which allows the characterization of the material on a "vis-
coelasticity" scale. By analogy with the Hooke law, a complex modulus G(ω) can be de-
fined by:

G (ω) =
σ(t )

γ (t )
=
σ0

γ0
e(iα)

G (ω) = G′(ω)+ i G′′(ω)

NB: linearity implies that G does not depend of the magnitude of γ̇0. In practice, it can be
achieved for small enough values of the shear rate.
This equation applies for small strains while the material structure is not modified. The
total stress σ(t) can be viewed as the combination of a viscous (imaginary) and an elastic
(real) parts. Moreover, the real part of the complex modulus G(ω), G′, refers to the in-
phase component of the stress-strain relation and is associated to the elastic energy stored
per unit of volume of the material during a deformation cycle. It is called the storage
modulus or the elastic modulus. The imaginary part of the complex modulus, G′′, refering
to the out-of-phase component is the loss modulus, or viscous modulus, associated to the
viscous dissipation of energy. Those two parts are related by the phase shift α expressed
as:

t an(α) =
G′′

G′
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If the fluid is purely viscous the phase angle tends to 90˚:

G′(ω) = 0

G′′(ω) = η×ω

If the material is purely elastic, the phase angle will tend to zero.

G′(ω) = G

G′′(ω) = 0

Maxwell model

The basic model for viscoelastic fluids is the Maxwell model. It consists in combin-
ing a linear elasticity and a linear viscosity models. For the linear elasticity model, it is
postulated that the stress is proportional to the deformation (Hooke law), the coefficient
of proportionality being the Young’s modulus which is modeled by a spring of stiffness E.
For Newtonian fluids, the stress is proportional to the deformation rate where the coeffi-
cient of proportionality is the viscosity η. This is modeled by a dashpot. By putting those
two elements in series, we obtain the one-dimensional principle of the Maxwell model
(Fig 2.17).

Figure 2.17: Scheme of a Maxwell liquid model: a viscoelastic fluid is modeled by a dashpot with a
constant ηwhich represents the viscous part put in series with a spring of stiffness E for the elastic
part.

The spring and the dashpot obey respectively the Hooke law and the Newton law given
by:

σs = E×γs

σd = η× dγd

d t

where σi and γi are the respective stress and strain of spring (s) and dashpot (d). Equi-
librium requires that the stress is the same in both elements which means: σ = σs = σd .
Strains and shear rates are added:

γ = γs +γd

γ̇ =
dγ

d t
=

dγs

d t
+ dγd

d t

In the one-dimensional case, we thus obtain the following differential equation:

σ+ η

E

dσ

d t
= ηM γ̇
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At the start of the stress-relaxation experiment, t = 0, and σ(t=0) = σ0 is the initial stress.
Solving the last differential equation, we obtain:

σ(t ) =σ0 e− E
η×t

The stress decays exponentially with a characteristic relaxation time λ defined as:

λ =
η

E

The storage G′ and loss G′′ modulii are thus given by:

G′ = E × ω2λ2

1+ω2λ2

G′′ = E × ωλ

1+ω2λ2

Figure 2.18: Maxwell fluid behavior for an oscillatory shear: the storage modulus G’ (plain line)
and the loss modulus G” (dotted line) intersect at the pulsation ω = 1/λ

At low frequencies, the loss modulus G′′ is higher than the storage modulus G’(Fig 2.18).
In this case, the viscous behavior is predominant and: G′ ∝ ω2 and G′′ ∝ ω. When the
frequency increases, G’ tends to a plateau and G′′ decreases rapidly; the elastic behavior
is then predominant. At the intersection point, G′ = G′′ and ωλ = 1.

Constitutive equations

To generalize linear models (Maxwell model) to non-linear behaviour models as for
real fluids, the constitutive equation must be conformed to several principles [4]:

– Principle of coordinates invariance: the different constitutive variables (stress, strain,
rates etc) must be expressed as tensors to ensure the invariance of the equation rela-
tionship from a coordinate frame to another (ex: Cartesian to Spherical coordinates)
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– Principle of invariance: as a consequence from the previous principle, when pass-
ing the constitutive equation from a coordinate system to another, their orientation
and scale must be invariant.

– Principle of objectivity: the deformation of a material is not affected by any frame
rotation but only by the deformation itself.

This last principle is not applied in linear models. It is thus necessary to modify the lin-
ear Maxwell model by replacing the time derivative with an invariant one called the con-
vected derivative:

Dσ

Dt
=

∂σ

∂t
+ ∇
σ

where

∇
σ = (v ·∇)σ− (∇v)σ−σ(∇v)T

Frame invariant models are thus derived from linear one by writing the equation in a
frame of reference that moves with a material element. The three most common frame
invariant time derivatives are the upper- and lower-convected and the corotational time
derivative. In the following, we will present the Upper Convected Maxwell, Oldroyd-B and
White-Mezner models.

Upper-Convected Maxwell Model

The linear Maxwell model can be generalized for arbitrary flows by writing its frame-
invariant analogue which is called the Upper-Convected Maxwell (UCM) model that takes
into account the relaxation time λ. We have from the previously equation 2.8:

σ = τ−p δ

now, the stress tensor of viscosity τ obeys the UCM:

τ+λ ∇
τ = η0 γ̇

where η0 is the zero-shear polymer viscosity and ∇ the upper-convected derivative. By
combining a basic kinetic theory and a constitutive equation such as UCM equation, it
is possible to link the zero-shear polymeric viscosity η0 and the relaxation time λ to the
microscopic properties of polymers. Briefly, polymer molecules are modeled by hookean
dumbbells consisting of two spherical beads connected by an elastic spring. In the case of
very dilute polymer solutions, the dumbbells only interact with each other through hydro-
dynamic interactions or intermolecular forces. After several steps of equations (motion,
diffusion, forces etc), we can obtain the relationship: η0 = λnkBT with n the number of
dumbbells, kB the Boltzmann constant and T the temperature.
This model takes into account the memory effects of materials, but it does not consider
the solvent viscosity or the shear rate dependence of the viscosity as the following models.
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Oldroyd-B Model

The Oldroy-B model is the extension of the UCM model in which the solvent viscos-
ity ηs is taken into account. As for the UCM model, the viscoelastic fluid is modeled by a
suspension of dumbbells connected by infinitely extensible springs in a newtonian sol-
vent. If the tensor of viscosity τ obeys to the UCM, we obtain the set of equations called
the Oldroyd-B model which is formulated via the total deviatoric stress σ = ηs γ̇+τ which
satisfies:

σ+λ ∇
σ = η(γ̇+λr

∇
γ̇)

where λr is an independent time scale called the retardation time given by: λr = λ(ηs/η);
and η the total viscosity which is simply: η = ηs +η0. This model can be simplified if:

– λr = 0: it reduces to the UCM model previously described
– λ = λr : it assimilates to the case of a newtonian fluid with the viscosity η0

– λ = 0: it simplifies to a second-order fluid with a vanishing second normal stress
coefficient.

When viscoelastic fluids are subjected to shear flow, normal stresses arise and are respon-
sible for spectacular physical phenomena. The mechanism of those stresses can be ex-
plained by considering folded polymers chains at rest. While subjected to the action of
a local shear, the chains will tend to align to the streamlines. However, at the same time,
entropic forces are acting to make the elongated polymer chain return to its folded con-
formation. This leads to an extra tension in the direction of the flow. We have already
defined the normal stresses differences N1 and N2 which can also be related to the shear
rate for a linear shear flow v(x, t ) = (γ̇y,0,0) by:

N1 = τ11 −τ22 =ψ1γ̇
2

N2 = σ22 −σ33 =ψ2γ̇
2

where ψ1 and ψ2 are respectively the first and second normal stress difference coeffi-
cients. From the Oldroyd-B model equation, this first coefficient ψ1 is linear in the poly-
mer relaxation time λ and is given by: ψ1 = 2λη0 (≥ 0). In this model, there is no sec-
ond normal stress difference coefficient (ψ2=0) as there are no transverse normal stresses.
Moreover, the viscosity is constant and always equal to the zero-shear rate viscosity which
is not representative of the real polymer solutions viscosity that often exhibits shear-
thinning behavior. This is why, further models that considers those characteristic must
be used.

In the case of newtonian fluids (ex: water), N1 and N2 are equal to zero. For non-newtonian
fluids, the existence of those normal stress differences is responsible for spectacular phe-
nomena as the Weissenberg effect or the die swell that we will observe and describe in
more detail in the Chapter 4 4.3.3.

White Metzner Model

Shear thinning fluids have a viscosity which is a decreasing function of the shear rate
γ̇. Many polymer solutions exhibit this type of behavior such as blood. This can be

66



CHAPTER 2. METHODS AND MATERIALS

easy interpreted by the presence of polymeric structures that tend to align in the flow
direction while increasing the shear rate, which leads to a viscosity decrease. The White-
Metzner model is suitable for this kind of fluid as it is a modified version of the UCM
equation, which assumes a shear-rate dependent shear viscosity and relaxation time, here
described using a Cross law:

η(γ̇) =
η0

1+
(
γ̇
γ̇0

)1−n

2.1.2.2 Rheometer geometries

Several geometries of rheometers are available to measure those characteristic quanti-
ties. The appropriate geometry is chosen in function of solution concentrations, viscosity,
pH or volume. For each geometry, geometric shape constants K relating to the viscosity
can be defined by:

η =
σ

γ̇

where: σ = M×Kσ

and: γ̇ = Ω×Kγ

with M the torque in N.m, Ω the angular velocity in rad/s, Kγ the strain constant and Kσ

the stress constant.

Figure 2.19: Rheometer geometries: left: Double gap Couette cell, middle: Parallel plates and right:
Cone and plate
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Double gap Couette cell geometry

Double gap Couette cell geometry is a concentric cylinder system suitable for solutions of
low viscosity. A fixed cylinder is mounted in the center of the cup and a mobile cylinder is
introduced inside the cell. This double system increases the shear area and lower torques
can be determined. It was used in the case of alginate solutions of concentration lower
than 1%. For this geometry, the geometric constants are:

Kγ =
R2

1 +R2
2

R2
2 −R2

1

Kσ =
(R2

1 +R2
2)

4π h R2
2(R2

1 +R2
3)

where Ri are the different radii and h the height of fluid in meter. For fluids with higher
viscosity, other geometries must be used.

Cone-plate geometry

In a cone-plate geometry, the fluid is sheared between a plate and a cone of a radius R
which makes an angle α (less than 4˚) with the plate. The cone is truncated and has no
contact with the lower plate. The resulting air gap corresponds to the truncation, and is
generally very small (few microns). The main advantage of this geometry is the homoge-
neous shear rate induced in the sample. The two constants K are given by:

Kγ =
1

α

Kσ =
3

2π R3

During the experiments, the sample is kept in a humid atmosphere at 20˚C thanks to
a hermetically sealed cell. In our case, the rheometric tests were carried out mainly in
oscillatory regime to determine the elastic modulus G′ and the viscous modulus G′′. These
two moduli depend on the frequency of stress. The pulsation varied between 0.01 and 100
rad/s.
This rheometer geometry was also used to measure the solution viscosity and normal
stresses at different shear rates ranging from 0.01 to 100s−1 .

Glass parallel plate geometry

The parallel plate geometry can be considered as a simplified version of the cone and
plate, having an angle of 0˚. The fluid is constrained in the narrow gap between the two
surfaces. For collagen solutions, the acid acetic may corrode the elements of the previous
geometry (cone and plate) made of steel. We therefore used a glass parallel plate geometry
that was available in the laboratory to study our collagen solution at 5 mg/mL (Chapter 5,
5.2 p 156). A small amount of solution is needed in this case which is a great advantage.
However, the shear rate is not uniform and the apparent viscosity must be calculated by
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using a model. In fact, the shear rate given by the rheometer is calculated at the periphery
of the plate and the two constants K are then given by:

Kγ =
R

e

Kσ =
2

π R3

2.1.3 Mechanical testing of extruded threads

Mechanical properties of extruded threads were investigated in order to assess the effect
of fibrillogenesis buffer, culture medium, cells seeding or collagen concentration.
Tensile testing of extruded threads without cells were performed using a BOSE® Electro-
Force® 3200 Series II Test Instrument at the Institut des Nanosciences de Paris (INSP).
Specimens were attached horizontally to the stainless steel crossheads by setting each
extremity on a cyanoacrylate glue drop and filter papers. Sample and crossheads were
immersed in a glass Petri dish filled with either fibrillogenesis buffer or culture medium
at room temperature. Initial threads diameter, d0, was determined by optical microscopy
assuming full cylindrical symmetry. Mechanical loading of the thread was achieved by
driving one crosshead at a constant velocity of 0.1 mm per second with a stepping motor
(0.1-micron steps). The loading force F was measured with a 220g load cell. The cross-
section S of the thread was calculated from the diameter measurements by bright field
microscop and by assuming that threads are cylindrical. We defined the nominal tensile
stress as:

σ(Pa) =
F (N)

S (m2)

The nominal strain is defined as

ε =
L−L0

L0

where L is the distance between the glue points and L0 the initial length. All measure-
ments were performed up to the specimens rupture. The resulting stress-strain curves
were thus plotted and analyzed. The Young Modulus E (Pa) of a sample is the stress-strain
curve slope for small deformations and is obtained from the Hooke law:

σ(Pa) = E×ε
Tensile testing of threads put in cell culture were performed at the laboratory Sciences
et Ingénierie de la Matière Molle-Physico-chimie des Polymères et des Milieux Dispersés
(SIMM) with the help of Jingwen Zhao. In fact, with the previous instrument, threads cul-
tured with cells splitted off from the crossheads as the cyanoacrylate was not sufficient
to fix them. Instron 3343 machine is equipped with clamping jaws where sides are cov-
ered by Velcro straps. The threads with cells were put between the Velcro covered jaws
vertically. The threads were immersed thanks to a tubing filled with PBS 1X solution
which integrates the whole system. All tensile experiments were carried out at a velocity
of 0.1mm/s with at least three measurements per condition to check the reproducibility.
The set-up configuration requires a further data processing. Indeed, as the thread is im-
mersed in the PBS solution vertically, the buoyant force exerted on the thread and equal
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Figure 2.20: Mechanical testing configurations: A) horizontal for threads without cells and fixed
with cyanoacrylate and filter paper; B) vertical for threads with cells fixed with velcro coated
clamping jaws

to the weight of the fluid that the body displaces, needs to be taken into account. Briefly,
after the thread rupture, data were still acquired to collect the buoyancy contribution.
This was then subtracted to the force signal in order to have only the thread mechanical
properties. The following data processing is then the same as the horizontal set-up.

For both configurations, Young’s modulus, tensile strength, and elongation at break
of the threads were derived from the stress–strain curves as described in the sections
1.1.1.2.2 and 2.1.3.
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2.2 Materials

In this section, the collagen and alginate chemical properties will be described. The
different protocols of purification, preparation, concentration etc. will be detailed for
pure and mixed systems.

2.2.1 Collagen solutions

2.2.1.1 Collagen type I and its fibrillogenesis

Collagen is a molecule of the extracellular matrix and has large domains organized in
triple helix. There are 28 types of collagen that differ in the composition of the polypep-
tide chains, their three-dimensional structure and their distribution in connective tissues
[5]. In most collagens, the three polypeptide chains which form a α helix are identical. If
the chains are different, the collagens are said to be heterotrimeric. The 28 types of colla-
gens are divided into seven families that group together collagens with similar structural
behaviors (Fig 2.21).

Figure 2.21: Table and schemes of the seven collagen families. Blue dots are non-collagenous
domains, the black line represents triple helix domain (Glycine-X-Y). Schemes adapted from [6]

Some collagens are specific to a tissue type and others are more ubiquitous. The most
abundant collagen is fibrillar collagen type I and it is the one of interest in this project.
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In vivo, collagen is synthesized by the cells. The synthesis begins by the production of
the alpha chains in the ribosomes of the rough endoplasmic reticulum in which post-
translational modifications take place (Fig 2.22 1).

Figure 2.22: Collagen biosynthesis scheme: 1) Alpha chains synthesis, 2) Winding of the three al-
pha chains (procollagen molecule), 3) Removing terminal polypeptides, 4) Collagen molecule as-
sembly. From https://mmegias.webs.uvigo.es/02-english/5-celulas/2-componentes_

proteinas.php

It is followed by several steps: the hydroxylation of proline and lysine residues, the gly-
colysation of certain hydroxylysines and the formation of disulfide bridges between the
C-terminal propeptides (which causes the three chains coiling in the N-terminal direc-
tion). The resulting molecule is called procollagen (Fig 2.22 2). Procollagen is soluble in
physiological condition thanks to the presence of non-helical and charged propeptides.
At this level, the procollagen molecules are found in vesicles in the Golgi apparatus be-
fore being secreted outside the cell. At the end of the process, enzymatic cleavage of the
terminal N and C propeptides (Fig 2.22 3) globular domains takes place, resulting in the
formation of fibrils (Fig 2.22 4)). The loss of the globular domains leads to a decrease of the
solubility under physiological conditions. The cleavage of the ends exposes the telopep-
tide sequences, which are small, non-helical domains. These telopeptides contain the
binding sites for fibrillogenesis [7]. The collagen fibrils are spontaneously formed by the
triple collagen helices, soluble at acidic pH but not soluble in a physiological medium
during fibrillogenesis.

Collagen type I triple helix is composed of two strands α1 which have an identical se-
quence of 1056 amino acids and one strand α2 with a sequence of 1023 amino acids.
These three strands are formed in their central part by the repetition of a sequence of
three amino acids Glycine-X-Y. The glycine points towards the center of the triple helix
while the larger residues of X and Y amino acids point to the outside of the triple helix, as
shown in Figure 2.23 (A), and are therefore available for interactions with other molecules
or with the solvent. Proline and hydroxyproline are the most encountered (30% of cases)
in the X and Y positions respectively.
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Figure 2.23: Collagen type I triple helix scheme. Left: Viewed along the molecular axis (-carbons
only), showing the paths of the individual polypeptide chains and the locations of residues in the
GlyX-Y triplets (G = Gly; from [8]).

The amino acid sequence corresponds to the primary structure (Fig 2.23 bottom right)
and it is the folding of the left helix chain of 8.68 nm pitch, which forms the secondary
structure. The folding is driven by steric repulsions between the proline residues in the
X-position and the hydroxyproline residues in the Y-position. Between two residues, the
axial distance is 0.286 nm (Fig 2.23 middle right). Then, the tertiary structure is formed
by the folding of the secondary structures in space and the quaternary structure by the
association of monomers (the chains α) between them. Indeed, the presence of numer-
ous glycines along the chains α allows them to associate to form a right triple helix. The
triple helix then has a length of 300 nm and a diameter of approximately 1.5 nm (Fig 2.23
top right). Hydrogen bonds between the glycine of one chain and the carboxyl groups
of another chain ensure the stability of the triple helix. The ends of the collagen type I
molecule, called telopeptides, are non-helical regions.

2.2.1.2 Chemical properties

Solubility
Collagen molecules of young tissues are soluble at acidic pH at room temperature. There
are two different ways to induce the fibrillogenesis process: in physiological condition at
4 ˚C by increasing the temperature to 37˚C; or by increasing the pH if the collagen solu-
tion is in acidic solutions. In the case of fibrillogenesis induced by an increase of pH, the
collagen solutions are subjected to other solutions at neutral pH. This induces the precip-
itation of the collagen molecules which assemble into fibrils. Depending on the physico-
chemical conditions (pH, ionic strength), the size of the fibrils will vary, which may have
consequences on the mechanical properties as we will see in Chapter 5 (5.3 p 157).

As mentioned above, the precipitation of the collagen molecules can also be induced
by a thermal increasing. Gross and Kirk [9] and Jackson and Fessler [10] were the first
to study this phenomenon and showed that collagen in neutral saline at 4 ˚C formed a
fibrillar gel when the temperature rose to 37 ˚C for relatively low starting concentrations
between 0.2 and 2 mg/mL. However, they found that the collagen could be denatured
before reaching 37 ˚C and that the precipitation showed inhomogeneities. This second
way to induce fibrillogenesis will be not used in our study.

73



CHAPTER 2. METHODS AND MATERIALS

Collagen net charge
From the physico-chemical point of view, the collagen molecule is a polyelectrolyte with
an amphoteric character. Indeed, it can behave both as an acid (proton donor) or as a base
(proton acceptor). Knowing the amino acid sequence of the three α-chains of the colla-
gen molecule, it is possible to assess the distribution of the charges along the molecule
which appears relatively homogeneous. Furthermore, Frederic Gobeaux estimated the
net charge of the proteins as a function of the pH by using a spreadsheet provided by the
University of Maine [11].

Figure 2.24: Collagen net charge plot calculated from its amino acid sequence as a function of pH.
The calculation was performed with Charge Calculator III [11]

The results of those calculations are presented in Figure 2.24. In acetic acid at 500
mM, at pH 2.5, the net charge of collagen is at its maximum of 259 positive charge. The
electrostatic repulsions are therefore maximal and this explains why in those conditions
the collagen is soluble. On the other hand, at physiological pH (pH 7.4) and with only
38 positive charges, this condition is very close to the isoelectric point (pH ' 9.8) and
we understand why the collagen precipitates in the form of fibrils when acid solutions
are neutralized. This calculation remains very approximate, because the isoelectric point
depends strongly on the ions present in solution and their ionic strength, which is not
taken into account here.

Flexibility and persistence length
The triple helix of collagen can be considered as a rod which is more or less flexible. This
criterion may be important to interpret the collagen behavior in solution. Indeed, the
flexibility impacts the conditions of the isotropic/nematic transition and the rheological
properties of macromolecules in solution.
A critical parameter to characterize the flexibility of a polymer is its persistence length
P, which describes the length at which two tangent vectors are correlated. The flexibil-
ity α is described as the ratio between the total contour length of the molecule L and its
persistence length P:

α =
L (nm)

P (nm)
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When α ¿ 1, the polymer is very rigid and can be modeled by a rod, while if α À
1, it is very flexible. In this case, the polymer is modeled by a chain of articulated rigid
segments (Kühn segments) or by the wormlike chain model. If the two quantities L and P
are of the same order of magnitude, the term semi-flexible "molecule" is used. However,
the persistence length of a polyelectrolyte can vary depending on its concentration, the
solvent (ionic strength), or the temperature. Also, there are various values for collagen
type I in the literature, depending on the experimental conditions, but also according to
the method used. Some of them are reported in Table 2.2.

C (mg/mL) Buffer pH P length (nm) Ref
0.08 - 0.6 0.3 M Acetate + 6 mM NaCl 4 170 [12]
0.4 - 1.5 0.06 M potassium acetate buffer 4.8 130 [13]

0.02 - 0.03 glycerol NA 57 [14]
0.0051 Nanopure Water 7 12.5 [15]

6.4 10−4 FFB 7 135 [15]
0.00051 PBS 7 165 [15]

Table 2.2: Persistence length for different buffers found in the literature. (FFB: Fibril Forming
Buffer and PBS: Phosphate Buffer Saline)

The most plausible values in our case are those of the order of 165 nm, measured in PBS
[15]. In this condition, the contour length is about 260nm which leads to a flexibility α of
1.6. This means that collagen triple helix molecules can be considered as "semi-flexible".

2.2.1.3 Collagen solutions preparation

Type I collagen was extracted from young wild-type non-treated Wistar or Sprague-
Dawley rat tail tendons. The rats cadavers come from biological laboratories. They were
initially sacrificed as controls of various experiments and not only for collagen purifica-
tion. As they are a few months old, the tendon collagen is very weakly crosslinked. In the
following part, the whole protocol of collagen preparation is described.

2.2.1.4 Collagen extraction and purification

The rat tail is travelled by tendons running longitudinally along its length (2.25, left
scheme). To collect those tendons, the first step consists in cutting partially the skin with
sterile clamps (about 1 cm from the rail extremity), twisting it and moving apart carefully
the two pieces until bundles of white tendons are exposed and separated(2.25, right im-
age). Those are the rat tail tendons.

This step is repeated every centimeter until 2-3 cm from the rat tail basis is reached.
The excised tendons are then washed several times with phosphate-buffered saline (PBS)
to remove cells and traces of blood coming from the veins and artery. The remaining
cellular wastes are lysed by the addition of NaCl 4 M solution. Tendons are rinsed again
with PBS and solubilized overnight in 500 mM acetic acid (pH=2.5). A viscous mixture
containing proteoglycans, collagen, small proteins and some insoluble fibers is thus ob-
tained. The collagen solution is purified by successive and selective precipitations. By
centrifugation at high speed, the insoluble fibers are first removed. Then, the proteogly-
cans and polyelectrolytes of high molecular weight are precipitated by a slow step by step
addition of a 4 M NaCl solution up to a final concentration of 300 mM. They can then be
separated by a new centrifugation. Finally, the collagen is precipitated by a second ad-
dition of 4M NaCl solution up to a final concentration of 600 mM. After centrifuging at
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Figure 2.25: Rat tail schemes of sagittal (top left) and transverse (bottom left) sections. The rat tail
is composed of several caudal vertebrae separated by intervertebral dics. All along its length it is
travelled by tendons, veins and the ventral artery. The extraction of rat tail tendons is performed
by cutting every centimeter the rat tail and moving apart the two pieces until tendons fasciles are
exposed (right).

low speed, pellets containing the collagen I is collected. Those pellets are solubilized and
dialyzed several times in 500 mM acetic acid in order to remove NaCl. The collagen solu-
tions are kept at 4 ˚C and centrifuged at 41,000xg for 4 h before use. After each collagen
extraction, the protein purity is checked and the collagen concentration is quantified.

2.2.1.5 Collagen solutions dosage

Collagen concentration is determined from the acidic solution by assessing the amount
of hydroxyproline. In fact, the hydroxyproline (hp) is assumed to be a quasi-specific
amino acid of the collagen extracted from the rat tail tendons and representing approxi-
mately 13 % of its molecular weight. To dose this amount, a volume of 50 µL of collagen
solution is mixed with a the same volume of hydrochloric acid at 37% in order to release
the hydroxyprolines. The mix is placed in an oven at 106 ˚C overnight to hydrolyse the
collagen. The solvent is then evaporated and the residue obtained is re-suspended in 1
mL water. This solution is further diluted with water to obtain three samples of 400 µL
of different concentration ratios(1/40, 1/20, 1/10). In each of those samples, a volume of
200 µL of Chloramine-T, perchloric acid and DMBA (4 dimethylamino-benzaldehyde) is
added to provoke a colored reaction between yellow and red. The color is related to the
amount of hydroxyproline present in the solution. Finally, the absorption at 557 nm is
measured for each sample. A reference curve is obtained for a hydroxyproline solution
which concentration is known and equal to 20 µg/mL. This curve correlates the hydrox-
yproline concentration with absorption. Taking into account the dilution of each sample
and knowing that the type I collagen molecule contains 13% of hydroxyproline, the colla-
gen concentration Ccol l ag en is calculated as follows:

Ccol l ag en = 7.6× fD ×Chp
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Where fD is the dilution factor, and Chp is the hydroxyproline concentration.

2.2.1.6 Collagen solutions purity

The purity of the solution is determined by electrophoresis under denaturing condi-
tions on polyacrylamide gels. This allows to identify the proteins present as a function of
their molecular weight.

Preparation of polyacrylamide gels

There are two types of gels: a concentration gel and a migration gel. The amount of
polyacrylamide will define the size of the pores in the gel. The concentration gel at 4%
of polyacrylamide and the migration gel at 6% allow to separate the different polypeptide
chains from the collagen solution. The gels contain ammonium persulfate and TEMED:
the first induces the polymerization and the second one accelerates this process. The two
gels are cast one after the other between two glass plates held vertically, the migration gel
being cast at the bottom.

Figure 2.26: Electrophoresis gel in denaturing conditions. On the left, the rainbow molecular
weight marker and the respective weights in kDa. On the right, the most marked bands are char-
acteristic of the collagen. The two top bands correspond to the dimers β11 and β12 and the two
most important bands are the α1 and α1 strands. Concentrations decreasing from left to the right.

Preparation of samples
The samples have a volume of 20 µL and correspond to a mixture of 10 µL of a collagen
solution more or less diluted with 10 µL of sample buffer. Three different dilutions are
used: 2.5, 5 and 10. The sample buffer contains SDS which will denature the collagen
molecule when heated for 5 minutes at 100 ˚C in boiling water. The whole is then cooled
for 5 minutes on ice and the samples are placed in the wells of the concentration gel. The
first well is reserved for the molecular weight marker (SDS-6H, SIGMA). It enables to relate
the migration distance of the molecules present in the collagen solution to a molecular
weight.
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Migration
The whole system (gels + samples) is immersed in a migration buffer and a potential dif-
ference is applied between the base of the migration gel and the top of the concentration
gel. As long as the samples are in the concentration gel, the applied voltage is 80 V. When
the migration front reaches the second gel, the voltage is fixed at 120 V.

Fixing and staining
To fix the proteins and to color them, the gel is placed for 1 hour in a solution of Coomassie
blue. Then, the colored gel is placed in various bleaching baths containing water, ethanol
and acetic acid in order to remove the Coomassie Blue excess. A gel obtained for one of the
purifications is presented in Figure 2.26. We observe the most marked bands, which are
characteristic of the collagen: the two top bands corresponding to the dimers β11 and β12

and the two most important bands being the α1 and α1 strands. The presence of contam-
inants are revealed by marked bands at other weights, which is not the case. The collagen
batch is thus assumed to be pure.

2.2.1.7 Collagen solutions concentration

After purification, the stock collagen concentration c is determined by hydroxyproline
dosage as previously described. To concentrate this stock solution, centrifugal concentra-
tors (Vivaspin) are used. They are composed of two parts: an upper structure covered with
a filter membrane with a 300 kD cut-off (Fig 2.27 dashed lines) and a lower part which
is a traditional tube. First, the upper structure is filled with the stock collagen solution
(Fig.2.27, left 1) and the introduced volume mass is recorded. Then, the two structures
are combined and spinned at 4400g. By centrifuging, a solvent flux occurs (Fig.2.27 left,
black arrows) through the membrane that will retain the molecules larger than the cut-off.

Figure 2.27: Collagen concentration scheme. The stock collagen solution (1) is put in the centrifu-
gal concentrator tube. After centrifugation at 4400g during several hours, the solvent (2) passes
through the filter membrane and the concentrated collagen solution (3) can be collected.

The pass-through solvent (Fig.2.27, right 2) is regularly removed from the lower part.
Moreover, the collagen solution is frequently homogeneized to avoid high concentration
gradient close to the filter membrane. This whole process takes several hours or days ac-
cording to the concentration c’ to achieve. This concentration is reached when the desired
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mass of collagen is weighed.

2.2.2 Model system: sodium alginate

2.2.2.1 Structure

Alginate is a biopolymer, more precisely a polysaccharide, extracted from cell walls of
brown seaweeds [16]. It is a block copolymer composed of mannuronic acid (M) and gu-
luronic acid (G) (Fig. 2.28, A). These two acids have the same molecular formula, but their
spatial conformations are different. Indeed, the carboxyl group is either in the equatorial
position (M) or in the axial position (G). An alginate chain can be composed of homo-
blocks (MM and GG) (Fig. 2.28, B) and block heteropolymer (GM or MG) (Fig. 2.28, C).

Figure 2.28: Structures of: A) the mannuronic (M) and guluronic (G) acids, B) the MM and GG
homo-blocks and C) hetero-blocks. Adapted from [17]

The molar mass of the alginates depends on several parameters regarding the origin,
the age and the part (top, bottom or center) of the algae from which it is extracted. The
molar mass is very important as it will affect the rheological behaviors and the physico-
chemical properties of the polymer. The chemical structure of the alginate chain is also
modified by the origin of the algae: the blocks M and G is arranged in an order and pro-
portion specific to each alga.

2.2.2.2 Chemical properties

Solubility, stability and charge
– The solubility of alginates depends on several parameters as the pH, ionic strength

of the solvent or the "hardness" of the water (= calcium ions content). The pKa val-
ues of mannuronic acid and guluronic acid are respectively 3.38 and 3.65 [18]. For
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pH < pKa, alginate is converted to alginic acid, which is insoluble in water. If the pH
is decreased abruptly, it causes the alginic acid molecules precipitation and if it is
done slowly, a gel is formed due to the controlled release of protons. The accurate
pH value that causes precipitation of the alginates is dependent on the composition
and the structure of the polymer [19]. In our study conditions, sodium alginate is
soluble in deionized water and for the preparation of high alginate solution concen-
trations (> 1% (w|w)), the salts dissolution may take a few days.

– The stability of alginates depends on temperature, pH and the presence of contami-
nants. The glycosidic bonds may rupture when the alginate is used in acidic or basic
medium. For instance, at pH below 5, the acidic hydrolysis of those bonds induces
a decrease in the molar mass by cleavage of the chains. Alginate is considered stable
in the pH range 5-10. The polymer degradation is thus minimal around neutral pH
and increases by deviating from this pH stability area.

– Alginate is negatively charged. At low pH (around 2), it remains uncharged due to
the complete protonation. While increasing the pH, the charge becomes negative
and at pH 6.5, alginate is completely deprotonated. [20].

Figure 2.29: A: Total persistence lengths calculated from the Benoit-Doty equation as a function of
the ionic strength I for different alginate concentration: Black square: 0.05 g/L, White square:0.1
g/L and Triangle: 0.1 g/L with Mg Cl2. B: Influence of pH on the calculated persistence lengths for
alginic acid 0.1 g/L at an ionic strength of 50 mM. Three different regimes describing the behavior
of the AA molecules are thought to occur: pH < 4: aggregation of highly protonated alginic acid
molecules; 4 < pH < 8: increase in molecular rigidity due to an increased intramolecular electro-
static repulsion; pH > 8: depolymerisation. [21]

Flexibility and persistence length
In the literature, the persistence length (P) of alginate has been determined by several
techniques: rheology, electron microscopy, atomic force microscopy etc. Values of P
range between 5 to 17 nm ([22] [23]). Avaltroni et al. investigated the influence of both
ionic strength (I) and pH on P [21]. Their experimental results are shown on the figure
2.29.
At low ionic strength (I = 1mM), P is about 5.5nm and decreases until 4nm for highest I
values (Fig. 2.29, A). Such a length corresponds to 9-10 monomers [21].
Regarding the pH influence (Fig. 2.29, B), a slight decrease of P is observed from pH 8 to
4 while approaching the alginate pKa (around 3.2−3.65). As previously described, algi-
nate is thus protonated which decreases electrostatic repulsion [21]. This increases the
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molecular flexibility which is consistent with the decrease of P. From this work, we can
also quantify the alginate flexibily through the parameter α which is equal to 8 for an es-
timated contour length of 50 nm. The alginate is assumed to be also semi-flexible even
rigid for lowest P values. Moreover, M monomers chains are more flexible than G ones. As
a consequence, the persistence length depends on the ratio M/G of the alginate solution.

Ionic binding of alginates/Gelation
One of the most interesting features of alginates is their ability to selectively form ionic
bonds to divalent cations such as Ca2+, Sr 2+ and Ba2+ in order to form hydrogels. They
bind more or less easily to those cations depending on their chemical nature. For exam-
ple, the affinity increases following the order: Mg 2+ < Mn2+ << Ca2+ < Sr 2+ < Ba2+ <
Cu2+ < Pb2+ [18]. This affinity depends not only on electrostatic forces, but also on steric
hindrance.
While sodium alginate solution is put in contact with divalent ions such as Ca2+, an ex-
panded network is formed. The structure conformation changes: alginate chains and ions
form an arrangement called "egg-box" structure (Fig. 2.33), in which the ions represent-
ing the "eggs" are entrapped between two chains:

Figure 2.30: Schematic representation of the "egg-box" structure. Top: egg-box dimer, Bottom:
coordination of Ca2+ in a cavity created by a pair of guluronate sequences along alginate chains.
Adapted from [24]

For steric hindrance, calcium ions can only bind to carboxylic functions in axial posi-
tions which is the case for G-block. This mechanism is improved if the G-block exceeds 20
residues. In the case of M-blocks, their conformation assimilated to a flat ribbon, does not
allow complexation with calcium ions. Thus, alginate gel formation depends on the ratio
of M and G-blocks present in the polymer. From Fang et al. studies [24], this mechanism
also depends on the alginate chains length. In the case of short and rigid chains, dimers
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aggregate laterally through an inter-chain association, whereas in the case of longer and
more flexible chains, the association occurs through intra-chain association (single chain
level). Moreover, in both cases, the binding of calcium ions to alginate can be divided into
three main sequential steps upon increasing calcium ions content (where R is the feeding
ratio of Ca2+ to G residue) as shown in Figure 2.31 below:

Figure 2.31: Schematic illustration of the multiple-step binding of Ca2+ to alginate, in the case of
short (Top) and long-chain alginate (Bottom). The zigzag lines, smooth lines, and black dots stand
for G blocks, M blocks, and calcium ions, respectively. Adapted from [24]

– Step 1 (R < 0.25): monocomplexation = calcium ions interaction with a single G-
unit forming monocomplexes

– Step 2 (0.25 < R < 0.55): dimerization = propagation and formation of the egg-box
dimers via pairing of the monocomplexes.

– Step 3 (R > 0.55): multimers formation = lateral association of the egg-box dimers.

2.2.2.3 Solution preparation

Sodium alginate was purchased from Kalys Gastronomie (average molecular mass
Mw = 246 kDa). Salts are dissolved in ultrapure Millipore water in order to obtain solu-
tions at the desired concentration in % (w |w). A small amount of sodium azide solution
at 3% is added to avoid bacterial growth. The water is added progressively in order to
avoid the formation of clots. We have made use of solutions with alginate concentrations
ranging from c = 4, 6 to 10 wt.% (equivalent of 40, 60 and 100 mg/mL), referred to in the
following sections as ALG4, ALG6 or ALG10. At the lowest concentration < 4%, the solution
was magnetically stirred overnight. For higher concentrations > 4%, alginate powder was
left to swell and dissolved for at least 2 days under periodic gentle manual stirring. Homo-
geneity of the solutions is assessed from its optical aspect. For rheological measurements,
a solution previously prepared at 4% is diluted to reach concentrations between 0.025 and
3%.

To induce gelation, alginate solutions were extruded in a cross-linking bath containing
divalent ions (Ca2+). Calcium chloride dihydrate (M=147.02 g/mol) was purchased from
Prolabo. It is also dissolved in ultrapure Millipore water to obtain solution at 0.1, 0.5 or
1M and stirred until the complete dissolution of salts.
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2.2.3 Collagen-alginate mixtures

To improve threads properties at the structural and mechanical levels compared to
pure collagen based ones, we decided to mix collagen and alginate. The idea is to produce
threads from the collagen-alginate mixture to benefit from key strengths of each species.

2.2.3.1 Chemical properties

While mixing proteins and polysaccharides together, different kinds of interactions
may occur: steric exclusion, hydrogen bonding, hydrophobic or electrostatic interactions.
In our case, the collagen and the alginate have an electrical charge under the experimental
chosen conditions (pH, ionic strength...). The main interaction is thus electrostatic and
may be either attractive or repulsive depending on the charge of the species involved [25]
(Fig. 2.32).

Figure 2.32: Schematic representation of the types of structural arrangements of the molecules
involved that can occur when proteins and polysaccharides are mixed together. Adapted from
[25], [26]

If they are oppositely charged, attractive interaction is predominant and can lead to solu-
ble (1-phase) and/or insoluble (2-phase) complexes. This 2-phase system is composed of
a phase rich in both biopolymers and a second one depleted in both species. Depending
on the attraction strength and the chemical properties of the polymers, the rich phase can
be a coacervate or a precipitate.
If the proteins and polysaccharides have similar electric charges or if one or both are un-
charged, repulsive interaction occurs. At low biopolymer concentrations, the two species
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are cosoluble and form a 1-phase solution. While increasing the concentration, segrega-
tive phase separation occurs and a 2-phase solution is then formed in which each phase
is rich in one biopolymer.
To control this interaction and move from attractive to repulsive ones, it is necessary to
adjust the pH, ionic strength, biopolymer ratio and other parameters [26].

2.2.3.2 Solution preparation

Figure 2.33: 1:Collagen 60 mg/mL, 2:Collagen 30 mg/mL, 3: Collagen/alginate (5:1) mixture; 4:
Alginate 4%.

Fresh and sterile sodium alginate salt (as previously described) is dissolved in 500 mM
acetic acid to obtain solution at 4 % (w/w) (Fig. 2.33, 4). A mass m1 of collagen stock solu-
tion at 3mg/mL (500mM AA) and a mass m2 of sodium alginate solution at 4 % (w/w) are
added to a concentrator centrifugal tube. The mixture is then centrifuged at 4400 g until
reaching the desired ratio Coll:Alg. Three different ratios Collagen:Alginate were tested:
1:1, 2:1, and 5:1 (Fig. 2.33, 3). The collagen-alginate mixture solution before extrusion is
quite opaque that may already testify the interaction between the two species.
To induce gelation of alginate inside the mixture, solutions were extruded in a cross-
linking bath containing divalent ions (Ca2+) at 1M as previously detailed.
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Chapter 3

Rheological properties of
collagen/alginate solutions

“Sweet scents of honey float
through the air. ”

Winnie the Pooh

Abstract
In this chapter, oscillatory and steady state shear measurements were performed on collagen at
30 mg/mL and on three alginates solutions. First, for collagen solution at 30 mg/mL, our results
are presented and compared with the work of Gobeaux et al. (2010)[1]. From this study, we ex-
tracted the order of magnitude of viscosities of dense collagen solutions involved in our work.
Then, selected alginate concentrations comparable with collagen ones and exhibiting quite simi-
lar behaviors were characterized. These two complex fluid systems show strong visco-elastic and
shear-thinning properties.
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SOLUTIONS

During the extrusion, solutions will be forced to pass through a die of a few hundred
microns diameter and be subjected to high shear stresses. It is thus necessary to fully
characterize the rheological properties of our complex fluids systems before extruding
them in order to understand the different flow phenomena.

A complete study of collagen rheological properties at concentrations up to 112 mg/mL
was already performed by Gobeaux et al. (2010) [2]. We compare our results based on the
data analysis approach used in this study and Gobeaux PhD thesis [3].

Sodium alginate is our model system and will be also characterized to choose solution
concentrations exhibiting similar properties as collagen.

3.1 Collagen solution rheological characterization

Rheological characterization was performed on collagen solutions at 30 mg/mL. Our
results were both compared and supplemented with those of Gobeaux et al. [1] in which
a study on collagen solutions at different concentrations was performed. As reported,
studying complex fluids demands much attention as their rheological properties depend
on their history. The solutions structure can be disturbed by strong stresses and it takes
a very long time for them to recover their "rest" structure. This may explain why few
investigations of collagen rheological properties at such high concentrations have been
performed.

3.1.1 Oscillatory shear flow

3.1.1.1 Complex modulus measurement

Shear rheological measurements were carried out using a rheometer imposing strain.
Cone-plate geometry was used in dynamic mode and allowed to probe angular frequen-
cies ranging from 0.01 to 100 rad/s. The viscous and elastic components of the complex
modulus were then measured. Results are presented in Figure 3.1.

To have systems comparable with the previous study [1], we brought the collagen solu-
tions to the same initial state before measurements: first, the sample (30 mg/mL) was
sheared during 300s at a constant shear rate of 8 s−1 and then left at rest for one hour.

The collagen solution exhibited a viscoelastic behavior depending on the stress frequency
(Fig. 3.1). Shear storage G’ and loss G” moduli increased with frequency. According to
Gobeaux analysis [3], we also modeled the two curves by power law written as:

G′(ω) = G′
0 (

ω

ω0
)α

G′′(ω) = G′′
0 (

ω

ω0
)β

whereω0 = 1 rad/s, G′
0 = G′(ω0) and G′′

0 = G′′(ω0). The respective exponents and prefactors
are: α = 0.092 ± 0.06 and β = 0.20 ± 0.12; G′

0 ' 486 ± 10 Pa and G′′
0 ' 91 ± 20 Pa.
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Figure 3.1: Shear storage G’ (black ¦) and loss G” (red 5) moduli against angular frequencies for
collagen solution at 30 mg/mL

3.1.1.2 Comparison with Gobeaux et al. work [1]

According to Gobeaux et al. results (Fig. 3.2) exponents are equal to 0.3 and prefactors
to G′

0 ' 460 Pa and G′′
0 ' 230 Pa. In our case, those exponents are lower and closer to

those found for very high concentrations (300 mg/mL) (Fig 3.2, red results). The previous
power law fit might not be suitable for our solution. However, the shear and loss moduli
are almost in the same order of magnitude.

Figure 3.2: Prefactors G′
0 (©), G′′

0 (4) and power-law exponent β (¦) as a function of the collagen
concentration. Our experimental results are added in the respective orange filled markers. The
study concentration region of interest the closest to our concentration is shaded. Adapted from
[1]
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3.1.2 Steady shear flow

The material was sheared between the cone and the plate in which shear rate is con-
stant within the whole sample. We measured the physical quantities of interest: viscosity,
normal forces as a function of the imposed shear rate.

3.1.2.1 Viscosity

The collagen solution viscosity was measured for constant shear rates ranging from
0.1 to 100 s−1. Upon increasing the shear rate, the viscosity decreases (Fig 3.3), attesting
to the shear-thinning behavior of the collagen at 30 mg/mL. It could be interpreted as the
entangled molecules network rupture or simply as the molecules alignment due to the
imposed shear.

Figure 3.3: Comparison of the complex (or dynamic) viscosity η∗ measured in oscillatory regime
and the viscosity ηmeasured in steady state for collagen solution at 30mg/mL. The shear-thinning
behavior of collagen in dense solution is clearly observed. Moreover, Cox-Merz rule is verified.

Cox-Merz rule application

The Cox-Merz rule is an empirical correlation between dynamic and steady flow vis-
cosity found by their respective authors [4] and was verified for almost all polymer melts,
concentrated and semi-dilute polymer solutions. It is assumed that the complex viscosity
η∗ measured in oscillating dynamic regime and the viscosity η measured in steady state
are equal while assimilating the angular frequency ω to the shear rate γ̇:

|η∗(ω)| = η(γ̇)|ω=γ̇

with: |η∗| =

√
(

G′

ω
)2 + (

G′′

ω
)2
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In our case, the complex viscosity η∗ was slightly overestimated compared to the viscosity
η, but the trends were very similar. Thus, it is assumed that Cox-Merz rule is verified for
our collagen solution at 30 mg/mL

Viscosity curves fitting

According to the further Gobeaux analysis, we modeled in the same way the viscosity
linear domain plotted in figure 3.3 by a power law as proposed by Ostwald [5].

η∝ K γ̇−n

where K is a constant and n is an exponent to be determined. In the case of Newtonian
fluids, n = 0. The exponent n1 was measured in the steady state (η = f (γ̇)) and n2 in the
dynamic regime (η∗ = f (ω)). The results are gathered in Table 3.1 and compared with the
values obtained previously at 31 mg/mL [3].

Study C (mg/mL) n1 (η) n2 (η∗)
Picaut 30 0.83 0.91

Gobeaux 31 0.79 0.75

Table 3.1: Power law fit exponent values n1 for η and n2 for η∗ at collagen concentration of 30
mg/mL and comparison with Gobeaux previous results [3].

Our experimental results are in good agreement with Gobeaux PhD thesis results [3]. In
the range of shear rates tested, the Newtonian plateau is not reached (Fig. 3.3) and we
only observe the shear-thinning part.
In fact, when the collagen solution is submitted to lower shear rates, it is possible to see
the transition between the "plateau" and the linear domain and so to deduce the critical
crossover shear rate γ̇0 from which the shear-thinning behavior starts [3]. From this, a
characteristic time τc is defined as: τc = 1/γ̇0, below which the collagen chains do not
have time to come back to their initial entangled configuration. Gobeaux characteristic
disentanglement time for high collagen concentrations are given is the figure 3.4.

Figure 3.4: Characteristic disentanglement time τc as a function of the collagen concentration.
The concentration corresponding to our experimental condition is pointed out by the red arrow.
Results from [3]
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For collagen solution at 31 mg/mL, close to our experimental condition, this time is about
200s (respectively γ̇0=5×10−3 s−1) as shown by the red arrow in Figure 3.4. This time can
reach a few hours for the highest concentrations.

3.1.2.2 First normal stress difference

Under steady shear flow, we can also measure the normal forces FN for shear rates in
the range of 0.1 to 100 s−1 and calculate the associated first normal stress difference N1

defined as: N1 = FN/S where S is the rheometer geometry surface. It is then possible to
estimate the Weissenberg number Wi which is the ratio between the first normal stress
difference and the shear stress:

Wi =
N1

σ

where σ = η(γ̇) γ̇

Wi is a dimensionless number which compares the relaxation time of the fluid to a spe-
cific process time. We calculate this number for collagen solution at 30 mg/mL from mea-
sured FN values (Fig. 3.5, purple).

Figure 3.5: Shear rate dependent Weissenberg numbers for collagen solution at 30 mg/mL. Purple:
Wi calculated from normal forces experimental measurements in steady shear flow. Blue: Wi cal-
culated from empirical Laun relationship in oscillatory shear. The dashed line indicates the value
of γ̇0 and the full line is (γ̇/γ̇0)m with m ' 0.3.

We also attempted to extract Wi number by using the empirical relationship proposed
by Laun [6] as it is classically performed for polymer melts. It connects the first normal
stress N1(γ̇) measured using steady shear flow to the storage modulus G’(ω) and loss mod-
ulus G”(ω) measured in oscillatory shear for γ̇ = ω by:
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N1,Laun |ω=γ̇ = 2G′(ω)

(
1+

(
(G′ω)

G′′(ω)

)2
)0.7

We thus have:

WiLaun =
N1,Laun

σ

where σ = η∗(ω) ω

Figure 3.5 shows the shear rate dependence of the Weissenberg numbers: 1) Wi calculated
from the normal forces measurements and 2) WiLaun from the oscillatory shear with G’(ω)
and G”(ω) (Fig. 3.5, blue).
The two Weissenberg numbers calculated from the steady and oscillatory shear experi-
ments are not in good agreement. In fact, collagen solutions display strong anisotropic
behaviors and this kind of empirical law is not suitable to model such specific fluids.
However, we attempt to describe the Weissenberg number Wi (γ̇) from our experimental
data by a power law:

Wi =

(
γ̇

γ̇0

)m

We extract from this curve fitting the physical quantities: a) the exponent: m ' 0.3, b)
the crossover shear rate: γ̇0 ' 1.2s−1 and Wi (γ̇0) ' 0.097. The characteristic disentangle-
ment time τc is equal to 0.83 s, which is about 200 times smaller than the one found in
Gobeaux et al. study (Fig. 3.4).

3.1.2.3 Typical physical quantities for other concentrations

In chapter 5, we describe the production of collagen threads at different concentra-
tions in order to find the best condition (swelling, collagen fibrils alignment, mechanical
properties etc) for the further studies. Three concentrations are tested: 15, 30 and 60
mg/mL. Based on the Gobeaux et al. work [3], we can already have an idea of the physical
quantities for those conditions.
In this concentration range, different regimes may be observed. Indeed, c* which is the
overlap concentration separating the dilute and the semi-dilute regime was estimated
from the specific viscosity. c* is defined as the concentration at which polymer molecules
start to contact with one another, which induces changes of the solution viscoelastic
properties. For collagen solution, it is assumed to be around 3-5 mg/mL [2]. In our case,
concentrations are higher than 5 mg/mL which means that even at 15 mg/mL, solutions
are in the semi-dilute regime. At 30-60 mg/mL, collagen solutions are in entangled state.
It would be also interesting to have an order of magnitude of the "plateau" viscosity, the
crossover shear rate and the exponents of the shear-thinning linear region n1. To do so,
we extracted those quantities from the following figure and the results presented in [3]:
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Figure 3.6: Viscosity of collagen at different concentrations as a function of the shear rate. The
concentrations of interest are highlighted by colored arrows: 16.4 (orange), 31 (red) and 64 (purple)
mg/mL. Eye guidelines in dashed lines are given to estimate η0. From [3]

The concentrations studied close to ours are highlighted by colored arrows. From this
figure 3.6, we could obtain the "plateau" viscosity η0. We deduced the crossover shear
rate from Figure 3.4 given the characteristic disentanglement time τc . The table 3.2 shows
those quantities as a function of concentration.

C (mg/mL) η0 (Pa.s) γ̇0 (/s) n1

16.4 50 1.5 ·10−2 0.65-0.72
31 5000 5 ·10−3 0.79
64 50 000 4·10−4 0.81

Table 3.2: Characteristic physical quantities of collagen solutions of interest, from [3].

3.2 Alginate solutions rheological characterization

In this section, the same rheological characterizations as collagen solutions is per-
formed on alginate ones. The choice of the concentrations of alginate solutions was sub-
stantially motivated by the possibility to transpose the results obtained on alginate extru-
sion to collagen.

3.2.1 Viscosity analysis

The viscosity of sodium alginate solutions in pure water was measured at temperature
T = 20 ˚C for shear rates ranging from 0.01 to 200 s−1.

3.2.1.1 Alginate concentration choice

For the lowest concentrations (< 1 wt %), we used the double gap Couette cell geometry
and above, the cone-plate geometry. Measurements at c = 1 wt % were done with the two
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geometries to ensure the results continuity. Figure 3.7 displays the specific viscosity ηsp

defined as ηsp = (η0 −ηs)/ηs as a function of the concentration c, where η0 is the viscosity
of the solution in the vanishing shear rate Newtonian regime and ηs is the solvent (wa-
ter) viscosity. While increasing the alginate concentration, the specific viscosity increases
gradually with three characteristic slopes corresponding to the usual regimes observed
for polymer solutions [7]:

– c < c*: dilute regime
– c < c* < cE : semi-dilute unentangled regime
– c > cE : entangled regime

where c*, as previously mentioned, is the overlap concentration (c*=0.35%) and cE is the
entanglement concentration (cE=1%). The overlap concentration for alginate was quite
similar to that of collagen: c∗al g ' c∗col l ' 3− 5mg/mL. Collagen solutions of 15 to 60
mg/mL exhibit zero-shear viscosity ranging between 50 and 50 000 Pa.s. To study alginate
solutions with the same order of viscosity, we choose to use concentrations above 4 wt %
(4, 6 and 10 wt %) which also correspond to the entangled state (Fig. 3.7 grey region).

Figure 3.7: Specific viscosity of alginate solutions as a function of concentration (wt %), measured
at T = 20 ˚C. The boundaries between the three scaling regimes define the overlap c* = 0,35 wt %
and entanglement cE = 1 wt % concentrations. The grey zone indicates the concentration domain
relevant to our work, corresponding to strongly entangled solutions.

3.2.1.2 Shear-thinning nature

Figure 3.8 shows the viscosity evolution as a function of the shear rate for the chosen so-
lutions ALG4, ALG6 and ALG10. Each solution exhibit a marked shear-thinning behavior
which can be characterized by the Cross law [8], [9]:

η(γ̇) =
η0

1+ (γ̇/γ̇0)1−m

We found a single exponent m equal to 0.29 ± 0.02 for the three concentrations. This
exponent value is compatible with that usually reported (m ' 0.24) for entangled and
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random coil polysaccharide solutions [10]. Moreover, in the case of collagen solutions, we
showed that: η∝ γ̇−n with 0.65 < n < 0.81. From the Cross law fit, it is assumed η∝ γ̇m−1

with m=0.29 which corresponds to an exponent n = 1 - m = 0.71. Thus, collagen and
alginate solutions used during our study had almost the same shear-thinning behaviors.
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Figure 3.8: Shear-thinning behavior of the alginate solutions at 4, 6 and 10%. The solid lines are a
fit by a Cross law with a common shear-thinning exponent m = 0,29. The dashed lines mark the
crossover shear rates γ̇0.

The characteristic physical quantities (η0, γ̇0 and the exponent n) found from the Cross
law fits for each concentration are gathered in the following table 3.3:

C0 (wt%) η0 (Pa.s) γ̇0 (/s) τc (s) n
4 30 8 0.13 0.71
6 110 3 0.33 0.71

10 1900 0.3 3.3 0.71

Table 3.3: Characteristic physical quantities of chosen alginate solutions: ALG4, ALG6 and ALG10.

NB: The characteritic times τc for alginate ranging from 130 ms to 3.3 s was very low com-
pared to collagen ones (80s < τc < 30 min for 16.4 mg/mL < c < 60 mg/mL).

3.2.2 Complex modulus analysis

Storage (G’) and loss (G”) moduli were measured with cone-plate geometry under os-
cillatory shear for angular frequencies between 0.1 and 300 rad/s. Figure 3.9 shows the
results for the three alginate concentrations. Here again, it was clear that the three algi-
nate solutions displayed viscoelastic behaviors.
Same analyses as collagen moduli were performed to assess the exponents of those two
quantities in the linear region. Moreover, the crossover angular frequency allowed us to
estimate the relaxation time λ of each solution. All those computed values are presented
in Table 3.4.
The complex viscosity η∗ was also calculated from G’ and G” measurements with the Cox-
Merz rule. It was verified for those three concentrations.
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Figure 3.9: Shear storage G’ (empty circle) and loss G” (filled circle) moduli against angular fre-
quencies for: ALG4 (black), ALG6 (red) and ALG10 (blue). The dashed lines show the crossover
angular frequency for each condition.

Solution α (G’) β (G”) ωc (rad/s) λ (ms)
ALG4 1.16 0.72 30 33
ALG6 1.05 0.72 20 50

ALG10 0.65 0.53 2.5 400

Table 3.4: Fit exponents α and β for the respective storage and loss moduli; the crossover angular
frequencyωc and the relaxation time λ estimated fromωc values for the three alginate concentra-
tions: ALG4, ALG6 and ALG10.

3.2.3 First normal stress difference and Weissenberg number

The viscoelastic properties were also characterized by the measurement of the first
normal stress difference N1 as a function of the shear rate. The experimental results are
shown in Figure 3.10 (empty circles). As previous analysis performed for collagen, we
used Laun empirical relationship to also compute first normal stress difference (N1,Laun)
from the shear and loss moduli measurements (Fig 3.10 filled circles). The results from
the two ways of measuring N1 were in good agreement for ALG10 which was the most
concentrated solution. For ALG4 and ALG6, the N1,Laun was overestimated compared to
the direct measurements of N1. Here again, it is probably due to the N1 measurement
difficulty as the normal forces may be too low for this concentration range.
However, the N1,Laun allowed us to estimate the Weissenberg number Wi for alginate (Fig.
3.11)
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Figure 3.10: First normal stress difference measured in steady state shear (empty circles) and
computed from Laun empirical relationship through G’ and G” measurements (filled circles) The
dashed lines show the crossover shear rate for each condition.

For γ̇> γ̇0, Wi number can be described by a simple power law as previously done for col-
lagen. A common exponent equal to 0.3 was found for the three alginate concentrations.
The Weissenberg number estimated for collagen at 30mg/mL had the same exponent but
was lower even compared to ALG4.
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Figure 3.11: Sublinear, shear rate dependent Weissenberg number for alginate solutions. The
dashed lines indicate the values of γ̇0 and the full lines are the power fit with a common expo-
nent equal to 0.3.
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3.3 Conclusion

Collagen and alginate solutions exhibit strong viscoelastic and shear-thinning behav-
iors which are quite similar in the concentration region of interest. Moreover, those com-
plex fluids will be studied in the same "entanglement" state. The empirical rules and
relationships are verified and in good agreement with the literature for alginate system.
In the case of collagen, Cox-Merz rule can be applied but further analysis are needed to
better model such specific fluid.

This rheological study makes us confident to have chosen comparable concentration con-
dition with two different systems. It will probably help us to transpose extrusion results
from one system to the other.
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Chapter 4

Extrusion instabilities of polymer
solutions

“It’s up to you how far you’ll go. If
you don’t try, you’ll never know.”

Merlin in The Sword in the Stone

Abstract
The purpose of this chapter is to study instabilities affecting the extrusion of a viscoelastic polymer
solution. Two different configurations were studied depending on the presence or not of gelling
ions in the exit solution.
We have first performed an extensive study using sodium alginate solutions. The non-gelling con-
figuration is akin to the industrial one, hence widely studied polymer melt extrusion process. Here,
however, we have made use of capillaries ("dies") with unusually large length to radius ratios. We
have been able to prove that in that case, the helical extrusion instability observed at high enough
Weissenberg number is the mere consequence of a bulk pipe flow instability, predicted theoreti-
cally for such highly shear-thinning fluids but never observed experimentally.
In the presence of gelling Ca2+ ions, more complex phenomena are involved and lead to unex-
pected and spectacular instabilities that we will describe.
Finally, we have made use of our results on alginate to narrow the domain of control parameter in
our quest of an analogous helical instability. We show that such an instability actually occurs and
we give hints of a "crimp like" helical ordering of the collagen fibrils.
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4.1 Quick literature overview: polymer melt extrusion in-
stabilities

It has taken a long time of sustained experimental efforts to classify the different insta-
bilities occuring, depending on the nature (linear, branched. . . ) of the polymers, on the
geometry (die length, radius) and the throughput. Several expressions have been coined
to describe these instabilities which are now recognized as misleading. For instance, melt
fracture expression was used to gather and describe all polymer melt instabilities as it was
first thought that they came all from local ruptures of the material. However, there is no
evidence that those phenomena are all related to the rupture of polymer melt and the
term "melt fracture" is not suitable but still used [1].

Figure 4.1: Examples of polymer melt extrudates exhibiting: 1)Sharkskin, 2)Spurt-flow, 3) Helical,
and 4) Chaotic defects. Adapted from [2]

It is thus meaningful to distinguish between surface and bulk instabilities, depending on
the extension of the profile perturbation with respect to the average extrudate radius: 1)
the sharkskin, 2) the "spurt-flow", 3) helical and 4) chaotic defects [2]. As shown in Fig-
ure 4.1, these instabilities spoil in a more or less pronounced way the extrudate: either
affecting the surface, or the volume. For each characteristic defect, we review the main
observations and possible mechanisms which may initiate those instabilities.
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4.1.1 Surface instability: the sharkskin

Sharkskin affects the surface of the extrudate and takes its name from its typical pattern
that looks like the skin topological structure of sharks. It generally occurs at low shear
rates and it is not impacted by the length of the die or the angle of the inlet. Moreover, the
velocity field at distances larger than the capillary radius is not disturbed while noticing
sharskin instability. All those observations point to the idea that this defect is produced at
the die exit. Moreover, surface treatment promoting wall slip in the exit vicinity has been
shown to suppress sharkskin [3]. In fact, the die exit displays a singular point which is the
site of high stresses and elongation.

A possible mechanism was proposed and thought to be responsible for the sharkskin
pattern [2]. In fact, due to the abrupt transition from no slip to no stress boundary condi-
tions at the capillary exit, the flow is singular at the rim, i.e. the stress field inside the pipe
and the shear rate outside should diverge. This unphysical unbounded behavior must
lead to localized but important changes, e.g. wall slip (e.g. via chain disentanglement) or
fracture of the viscoelastic extrudate.

4.1.2 Spurt-flow defect

Several names are used to designate this instability: cycling melt fracture, stick-slip, spurt
or plug flow etc. It appears as a regular succession of different morphologies areas, gen-
erally a smooth one alternating with sharkskin and this phenomenon may be very peri-
odic [4],[5]. While imposing the flow rate, this instability is also revealed through pressure
jumps [6]. It is very sensitive to the geometry of the flow and so the ratio of the pipe length
L over its diameter D. If this ratio is close to 0, oscillations vanish.
From those observations, it is assumed that this defect occurs in an unstable region where
it can go from a smooth regime to a surface instability one. Here again, two main expla-
nations are given [7]:

– At first it was thought that this instability was only due to the viscoelastic nature of
the material.

– A second mechanism is the succession of sliding and adhesion of the polymer chains
to the wall. In the sliding phase, polymer chains keep their entangled configuration
and the extrudate is smooth. In the adhesive phase, the chains are first elongated
and then recover their initial entangled configuration at the outlet which leads to
the "skin" fracture as previously explained.

The first hypothesis was discarded and the second one is assumed to represent the real
mechanisms. Thus, the best way to kill this oscillating defect is to induce a permanent
sliding on the wall by changing the roughness of the die.

4.1.3 Bulk distorsion

The more spectacular instabilities are the bulk distorsion which impacts the whole vol-
ume of the extrudate.

4.1.3.1 Helical

This instability affects the entire volume of the extrudate and exhibits helical shape which
can be very periodic. The amplitude of the defect increases with the flow rate. It is damped
while increasing the capillary length [7] and also while decreasing the angle of the die en-
try [8]. By observing the velocity and the stress fields in the reservoir, many authors at-
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tributed the phenomena to the contraction at the die entry where destabilization of the
elongational flow occurs [9], [10]. However, it should also be considered that this instabil-
ity may develop itself along the pipe [11].

4.1.3.2 Gross melt fracture

The gross melt fracture or chaotic defect gives to the extrudate an extremely disturbed ap-
pearance [1]. For all materials, it is observed at very high flow rates. This instability is quite
difficult to quantify but is always ascribable to too severe flow and die entry conditions.

4.1.4 Conclusion

The instabilities in the case of polymer melt extrusion can spoil either the surface or the
volume of the extrudate . In some cases, both types can even be superimposed. Most of
the mechanisms involved are understood but some of them are still contested and need
to be further investigated. Regarding industrial concerns, it is necessary to fully improve
this knowledge to be able to kill their defects and produce smooth extrudate in a wide
range of velocity.

In the following sections, we study the extrusion of alginate solutions (ALG4, ALG6 and
ALG10) in the presence or not of binding ions. We report for both conditions the instabil-
ities obtained. Based on the polymer melt extrusion knowledge, we strive to give possible
mechanisms involved in our case.

4.2 Extrusion in a bath of non-binding ions

4.2.1 Context and motivations

Alginate extrusion in a bath without binding ions is the simplest way to study flow
stability. In fact, it avoids all parasitic phenomena which occur with divalent ions as gela-
tion. Moreover, the presence of the solution allows to get rid of the surface tension and
especially the gravity, which adds stretching due to the weight of the extrudate.
We will present here the preliminary results that initiate the thorough and quantitative
investigation of such extrusion presented in 4.2.2.

At the beginning, we naively wanted to know if the instabilities observed for polymer
melt were also visible with polymeric solutions. We decided to play with the different
affordable parameters, one at a time: alginate concentration, velocity, die material or di-
mensions, and observe the flow at the die exit.

First, we decided to use the lowest concentration and extruded alginate solutions at
4% (ALG4) with glass capillary. At low throughput, the extrudate was smooth (Fig. 4.2,
a). While increasing the velocity, a very fine pattern appeared (Fig. 4.2, b) black ar-
row) compared to the smooth one. This reminded us of the sharkskin instability but the
amplitude was very low. We thus tested higher alginate concentration (ALG10) with the
same material (glass). The sharkskin clearly appeared with a higher contrast which sug-
gested a stronger amplitude. It seemed to disappear while moving away from the die exit.
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Figure 4.2: Morphologies observed during the extrusion of: ALG4 in water with a glass capillary
at low a) and increased velocity; c) ALG 10 in water with a glass capillary and d) ALG 10 in Mg Cl2

0.5M with metallic needle. b), c) and d) extrudates exhibit sharkskin instability. White scale bar =
200 µm
NB: The extrusion bath was filled with deionized water or Mg Cl2 0.5M and thus no thread is
formed. Mg 2+ ions were assumed to induce very weak binding with alginate chains and we ver-
ified that results in water or Mg Cl2 were the same. Thus, the extrudate defects could only be
observed in real time as it dissolved in such bath.

However, it was only due the alginate dissolution in water. In the rest of the study, we
thus extruded alginate in a solution of Mg Cl2 as Mg 2+ are non binding ions and algi-
nate (strongly charged) is poorly soluble in such strongly saline solutions (I ' 0.5M). We
verified that the same results were obtained for extrusion in NaCl solution of same ionic
strength (I).

After changing the concentration, the question of the influence of the die material arose.
We then extruded then ALG10 with stainless steel needle (Fig. 4.2, c)). Here again, the
sharkskin defect was clearly visible and became quite chaotic for higher throughputs (Fig.
4.2, d)).

With those qualitative observations, we already had an idea of the impact of different
parameters on the sharkskin instability: the amplitude seemed to be higher for ALG10
compared to ALG4 and the same observation was made for glass capillary compared to
the metallic needle. The metallic needle inner surface may be rougher than the glass cap-
illary one which can explain the higher skin facture in the first case. Indeed, as previously
explained, in this case, the polymer chains adhesion is stronger and leads to a higher
elongational stress at the die exit.
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As this first instability was obtained, we decided to further explore the velocity param-
eter. We used exactly the same conditions as presented in Figure 4.2 but we increased the
velocity. For all conditions (ALG4, ALg10) and even while changing the die material, the
extrudate exhibited a wavy shape (Fig. 4.3). It looked quite similar to the helical pattern
observed for polymer melts. However, here, simple observations were not sufficient to ex-
tract a trend. In fact, it was quite difficult to observe the "birth" of such instability. When it
was clearly seen, the instability was already well established and the amplitude evolution
was not fully assessed even after increasing the camera acquisition frame rate.

Figure 4.3: Morphologies observed during the extrusion of: a) ALG4 in water with a glass capillary;
b) ALG 10 in water with a glass capillary and c) ALG 10 in Mg Cl2 0.5M with metallic needle, for
higher velocities compared to the first set of observations 4.2. a), b) and c) extrudates have a wavy
shape. White scale bar = 200 µm

We therefore faced several questions: How can we track the beginning of this instability?
Has this wavy instability an helical geometry? And finally, does this instability come from
the die entry or develop itself along the pipe?

Fortunately, some key "particles", which were not at first expected to be so useful, helped
us to answer several questions. Those "particles" were the air bubbles entrapped in our
solutions. Some may consider them as parasitic particles, but in our case, they were es-
sential tracers of this wavy defect. As shown in the figure 4.4, some train of bubbles could
appear during the extrusion. While the wavy instability was observed, the train path was
sinuous and periodic. More interesting, we observed that a smooth extrudate contained
first a straight and then a sinuous path of air bubbles while increasing the velocity. This
meant that we could track the birth of this instability by looking at the form of the tracers
paths.
The profile of the extrudate could then be systematically followed and analyzed from the
instability "birth" in order to extract its undulation amplitude as a function of the veloc-
ity. Glass capillaries allowed us to observe those tracer inside the pipe. Thus, we could
observe how this instability evolved all along the pipe.

The question of the die entry effect still remained and contrary to previous polymer
melt studies, where authors directly saw this effect by using a transparent slit die, it was
not possible to observe this region in our case due to the set-up configuration. However,
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Figure 4.4: Path of train of bubbles during the extrusion of ALG10 in Mg Cl2 0.5M while wavy shape
is observed. White scale bar = 200 µm

the different capillaries could insert into each other leading to a contraction or an expan-
sion configuration. In other words, we produced a second "die entry" which is transpar-
ent and allows us to simulate the event taking place at the die entry. We can either put
a stable flow or an unstable flow in the first capillary which stood as the die entry and
observe what it became in the second one (Fig. 4.5)

Figure 4.5: Interlocking of two capillaries of radii 250 and 150 µm which act at a die entry con-
figuration where contraction of the flow occurs. Train of bubbles allow to see the die entry effect.
Wavy to wavy state is presented. Flow direction is given by the grey arrows.

4.2.1.1 Conclusion

Without binding ions, two main instabilities observed for polymer melts are found here:
the sharkskin and the helical defects. For the first, we clearly noticed the die material im-
pact which leads to severe skin fractures in the case of metallic needles. Helical instability
is more difficult to track, however, several solutions came to us and allowed us to quantify
precisely its shape, amplitude and to understand the mechanisms behind this instability.
The results of this thorough analysis are presented in the following article.

4.2.2 Results: Experimental evidence of helical, supercritical instabil-
ity in pipe flow of shear thinning fluids

In this first study, we report the extrusion of strongly shear thinning alginate solutions
through long glass capillaries (aspect ratios L=R up to 200), in a bath of non-binding ions
solution. The extrudate shape and the tracer paths (e.g. Fig. 4.4) are observed together in
order to analyze the flow stability.
From those experiments, we provide proofs of: (i) the existence of an instability associated
with the helical distorsion of the extrudate, (ii) the supercritical nature of the bifurcation
and (iii) concomitant emergence of undamped velocity oscillations extending along the
whole length of the capillary. [12]
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Experimental evidence of a helical, supercritical instability in pipe flow of shear
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We study experimentally the flow stability of entangled polymer solutions extruded through glass
capillaries. We show that the pipe flow becomes linearly unstable beyond a critical value (Wic ' 5)
of the Weissenberg number, via a supercritical bifurcation which results in a helical distorsion of the
extrudate. We find that the amplitude of the undulation vanishes as the aspect ratio L/R of the
capillary tends to zero, and saturates for large L/R, indicating that the instability affects the whole
pipe flow, rather than the contraction or exit regions. These results, when compared to previous
theoretical and experimental works, lead us to argue that the nature of the instability is controlled
by the level of shear-thinning of the fluids. In addition, we provide strong hints that the non-linear
development of the instabiilty is mitigated, in our system, by the gradual emergence of gross wall
slip.

INTRODUCTION

Extrusion, which consists in forcing viscoelastic poly-
mer melts or solutions out of a reservoir through an
axisymmetric pipe, or “die”, is an important shaping
process, unfortunately prone to a variety of instabilities
which spoil the surface or the bulk of the extrudate [1–3].
Among these, an ubiquitous one, usually referred to as
“melt fracture”, results in a distortion of the extrudate
into a more or less pronounced and regular helical shape.
Visualization of the velocity and stress fields in the reser-
voir [3–6] has lent strong support to the idea that melt
fracture was ascribable to the well documented destabi-
lization of the elongational flow upstream of the sudden
contraction at the entry of the die [4, 7]. Due to viscous
damping, such velocity oscillations are expected to de-
cay over a finite length as the fluid is advected through
the pipe. Hence, it is not surprising that helical insta-
bilities were reported by many authors as being more
severe when using short dies, rather than pipes with
larger length/radius (L/R) aspect ratios [3]. However,
as pointed out by Larson [1], one cannot rule out that
the flow in a long pipe may itself develop a bulk helical
instability, in which case the amplitude of the extrudate
distorsion should not decrease upon increasing the die
aspect ratio.

The stability of the flow in an infinitely long pipe, in
the limit of vanishing Reynolds numbers, has been the
subject of extensive theoretical studies, in the case of
viscoelastic fluids obeying either the Oldroyd-B [8, 9] or
the White-Metzner [10, 11] constitutive equations. In
the first case, dealing with the peculiar class of non shear
thinning fluids, it has been shown that the Poiseuille flow,
although linearly stable, exhibits a weakly non-linear sub-
critical instability: beyond a critical value of the Weis-
senberg number Wi, the flow is unstable against a finite
but small noise amplitude, therefore resulting in a hys-
teretic behavior [8, 9]. The existence of such an instabil-

ity has later been confirmed by the experimental studies
of Bertola et al. [12] and Pan et al. [13] on axisymmetric
pipe and 2D channel flows.

A wider class of great practical importance deals with
polymeric fluids which exhibit both a large first normal
stress difference and strong shear thinning in the same
range of shear rates. It has been studied theoretically
by Wilson and coll. [10, 11, 14] within the framework
of the White-Metzner equation, under the assumption
of a power law dependence of the shear-rate dependent
viscosity η(γ̇). They have shown that the base flow is lin-
early unstable provided that the shear thinning exponent
n = 1− |d log η/d log γ̇| is smaller than 0.3 [10, 11]. The
non-linear behavior has not been investigated, however,
so that the super- or subcritical nature of the instabil-
ity remains unpredicted. Strong hints that a bulk flow
instability actually occurs beyond a finite Wi value in
strongly shear-thinning fluids (n ' 0.2) have been pro-
vided by Bodiguel et al. [15] who observed the emergence
of sinuous tracer paths in microfluidic 2D channels. This
emergence is associated with that of strong fluctuations
of the velocity field, as confirmed by Poole [16] using
larger scale pipe flows with Re ' 100. However, due to
the difficulty of quantifying the spatio-temporal behav-
ior of the velocity field inside the die, these studies did
not permit a full characterization of the nature of the
bifurcation, in terms of amplitude evolution and possible
presence of hysteresis.

Here, we report on a study of the extrusion through
long glass capillaries (aspect ratios L/R up to 200) of a
strongly shear thinning (n ' 0.3) polymer solution ex-
hibiting a rheology well described by a White-Metzner
equation. A detailed quantitative analysis of the extru-
date shape, together with the observation of tracer paths
in the glass capillaries, provide experimental proof of: (i)
the existence of an instability associated with the helical
distorsion of the extrudate, (ii) the supercritical nature
of the bifurcation, which occurs beyond a critical Weis-
senberg Wic ' 4–6, with a wavelength λc ' 3R, (iii) the
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concomitant emergence of undamped velocity oscillations
extending along the whole length of the capillary,

On this basis, we provide what we think is the first
evidence and characterization of a helical linear instabil-
ity of the axisymmetric base flow in a long pipe, in the
vanishing Reynolds number limit. We are therefore able
to conclude that, at least for shear thinning viscoelastic
fluids, upstream destabilization of the contraction flow
is not the sole route to the helical extrudate instability
which, though an ubiquitous phenomenon, has attracted
much less attention in the theoretical litterature than the
“sharkskin” or “spurt flow” ones [1, 2, 17].

MATERIALS AND METHODS

Polymer solutions: preparation and rheological
characterization

Polymer solutions were prepared by dissolving sodium
alginate (average molecular mass M̄ = 246 kDa, Kalys
S.A., France), a biopolymer extracted from seaweed, in
deionized water. 500 ppm sodium azide were added to
prevent bacterial development. We have made use of so-
lutions with alginate concentration c = 4, 6 or 10 wt.%,
referred to in the following as ALG4, ALG6 or ALG10.
At the lowest concentration (ALG4), overnight magnetic
stirring was sufficient to obtain a homogeneous solution.
For higher concentrations, alginate powder was left to
swell and dissolve for several days under periodic gentle
manual stirring. Homogeneity of the solution was as-
sessed from its optical aspect.

Rheological measurements were performed using a
stress-controlled rheometer (MCR 501, Anton Paar)
equipped with a 50 mm diameter, 2◦ cone-plate, sand-
blasted cell geometry.

The concentration dependence of the zero-shear spe-
cific viscosity (see data in supplemental material) yields
a concentration at the onset of the entanglement regime
cE = 1 wt.%, so that the three systems tested in this
work are well entangled polymer solutions. Their vis-
coelastic properties were characterized by the measure-
ment of both the steady flow viscosity η(γ̇) and the first
normal stress-difference N1(γ̇) for shear rates γ̇ in the
range 10−1–102 s−1.

As seen on Fig.1, the three solutions exhibit a marked
shear thinning behavior that we have characterized using
a Cross law:

η =
η0

1 + (γ̇/γ̇0)1−n
(1)

Fitting values of the plateau viscosity η0 and crossover
shear rate γ̇0 are given in Table I. We found that a
single shear-thinning exponent n was able to account for
the behavior of the three solutions, namely n = 0.29 ±
0.02, a value compatible with the “universal” one (n '

0.24) reported for a broad class of entangled, random coil
polysaccharide solutions [18] to which alginate belongs.

1

10

102

103

104

0.01 0.1 1 100

η
 [P

a.
s]

γ [s-1]

ALG4

ALG6

ALG10

η
0

γ
0

FIG. 1: Shear-thinning behavior of the alginate solutions.
The solid lines are a fit by a Cross law with a common shear-
thinning exponent n = 0.29. The dashed lines mark the
crossover shear rates γ̇0. Parameters of the fit are listed in
Table I.

TABLE I: Plateau viscosity η0 and crossover shear rates γ̇0
values for the three alginate concentrations c used in this
study. The last two columns give the critical values of the
average shear rate and the corresponding Weissenberg num-
ber estimated at the capillary wall at the onset of the helical
instabiliy.

c [wt.%] η0[Pa.s] γ̇0 [s−1] V/R|c[s−1] Wic

ALG4 4 30 8 340–500 5–5.6

ALG6 6 110 3 60 4

ALG10 10 1900 0.3 8–14 4.3–5.1

Fig. 2 shows the shear rate dependence of the Weis-
senberg number Wi defined as:

Wi =
N1(γ̇)

η(γ̇)γ̇
(2)

As commonly observed with shear-thinning viscoelastic
fluids [15] Wi(γ̇) exhibits a markedly sublinear growth
indicative of an extended spectrum of viscoelastic relax-
ation times. This is reasonably well described for γ̇ > γ̇0
by a simple power law:

Wi ' (γ̇/γ̇0)m (3)

with m ' 0.3. From m ' n, we conclude that entangled
alginate solutions are well described by a White-Metzner
model, yielding η = Gτ and N1 = 2G(γ̇τ)2, with a con-
stant elastic modulus G and a shear-rate dependent re-
laxation time τ ∼ γ̇n for γ̇ > γ̇0.



3

0.1

1

10

0.01 0.1 1 10 100

W
i

γ [s-1]

ALG10

ALG6

ALG4

FIG. 2: Sublinear, shear rate dependent Weissenberg number
for alginate solutions. The dashed lines indicates the values
of γ̇0 and the full lines are (γ̇/γ̇0)m with m ' 0.3.
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FIG. 3: Schematic representation of the extrusion setup.

Polymer solutions were extruded through cylindrical
capillaries of inner radius R and length L using com-
mercial 1 mL syringes. The body of the syringe was
filled with the viscous polymer solution using a spatula.
The volumetric throughput Q was prescribed by driving

the piston velocity through a home-made syringe pump
operated by a stepping motor. As usual when working
with microfluidic circuits, their finite compressibility as-
sociated with their large hydraulic impedance results in
long transients. These were monitored by measuring the
force on the piston with an on-line transducer. Fortu-
nately, thanks to shear thinning, the impedance decreases
markedly as the throughput increases so that for all Q
values used in this study, the volume of fluid extruded
during a transient remained negligibly small. In the fol-
lowing, we will characterize the steady state flow by the
average velocity in the capillary V = Q/(πR2).

Except when specified, we have made use of cylindrical
borosilicate glass capillaries with radii 100, 150 and 250
µm ±10% (VitroCom, USA). Each capillary, used as pur-
chased, was first diamond-cut to the prescribed length,
then inserted into a shortened commercial steel needle,
with an inner radius chosen to tightly fit the outer radius
of the capillary. The assembly was finally epoxy-glued to-
gether, with the capillary end just emerging out of the
steel needle, into the tappered plastic hub (see Fig. 3).

In order to minimize surface tension and gravity-
induced drawing effects on the extrudate, extrusion was
carried out into a bath of aqueous liquid. We have made
use of a 0.5 M MgCl2 saline solution into which algi-
nate is poorly soluble so that, although Mg2+ ions do
not crosslink alginate molecules, the extrudate preserves
its shape and sharp interface long enough for its distor-
sions to be quantified.

The whole set-up (syringe, capillary and bath) was
thermostated at T = 20± 0.5◦C.

The extrusion bath being contained in a glass cell, sig-
nificant lengths (typically ' 20R) of the capillary and the
extrudate on either side of the exit plane can be moni-
tored under direct, quasi-parallel illumination, using a
video camera equipped with a macro objective and op-
erating at speeds up to 300 frame/s. Sequences where
acquired for each value of the control parameter V and
stored for analysis.

Profile analysis

The undulation amplitude ∆R of the extrudate (see
left panel Fig.4) is measured from the reconstruction of
its profile, using the section visible at each time t within
the field of view. First of all, we select one edge and de-
termine its position y(t) at a distance x = D from the
exit plane of the capillary (see Fig.4 for the definition of
x and y). A value D = 4R is chosen so as to be out of
the zone of viscoelastic recovery responsible for the “die
swelling” phenomenon. The edge position in the fixed
framework linked to the capillary evolves with time due
to the advection of the distorded extrudate along the
capillary axis but also perpendicular to it due e.g. to
the flagellar motion associated with the sinuous distor-
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sion. The latter contribution is redundant and must be
removed. We therefore determine the translation vector
of the extrudate at time t in the vicinity of the abscissa
D by applying a standard image correlation technique in
a zone of interest between two successive frames. The
y-component is used to correct the edge position while
the x-one is used to map the time t onto the position
x along the capillary axis. We thus obtain the shape
R(x) of the profile edge corresponding to an extrudate
length ' 300R. It is Fourier transformed so as to get the
power spectrum from which a peak is identified, centered
on a spatial frequency f0 (Fig.5). Finally, from the area
of the peak, one computes the r.m.s. amplitude of the
corresponding oscillations, named ∆R in the following.

EXPERIMENTAL RESULTS

The three solutions under study exhibit the same qual-
itative behavior when extruded at increasing values of V .
Except when explicitly stated, the data presented in this
section have been obtained with ALG10 solutions.

Characteristics of the instability

The following description refers to the labelled pictures
on the left-side panel of Fig.4.

At very low throughput (a), the extrudate profile is
cylindrical and smooth. Then (b), upon increasing V ,
although the extrudate remains straight, a characteristic
fine pattern appears on its surface. The pattern contrast
gradually increases with V , indicating the growth of the
surface distorsion until it shows up as a sawtooth defor-
mation of the profile edges (c), unmistakably attributable
to the “sharkskin” instability [1–3].

In the vicinity of a velocity Vc, the extrudate profile,
as well as trains of micro bubbles which are sporadically
coextruded, exhibit bursts of wavy distorsion (c). When
increasing V slightly above Vc, a wavy instability clearly
develops. It manifests itself as a fairly regular, sinuous
undulation of the profile edges (d). It is worth noting
that the sharkskin pattern does not vanish at the onset
of the larger scale undulations but remains superimposed
to them, which suggests that both instabilities have in-
dependent physical and spatial origins.

The amplitude of the undulation increases rather
sharply upon increasing V above Vc and reaches a plateau
for V/Vc ' 1.2 (d), (e). Finally, we have observed no fur-
ther qualitative changes in the extrudate aspect and/or
dynamics upon further increasing V/Vc up to typically
10, i.e. the undulations remain regular and no other in-
stability occurs.

In the following we focus on this instability — leaving
the sharkskin one aside — and refer to it as “the” insta-
bility. In order to put this description on a more quan-

titative basis, we have systematically measured the rms.
amplitude of the oscillations ∆R and their mean spatial
frequency f0, when the undulating mode was present.

The instability is helical — In order to assess the full
3D symmetry of the extrudate undulation, we have mea-
sured ∆R at a single velocity V & Vc, for a fixed position
of the camera but different values of the azimuthal an-
gle θ around the capillary axis. Fig. 6 shows that the
undulation amplitude is θ-independant. This, together
with the sinuosity of the profile, demonstrates that the
extrudate is deformed into a helical shape.

The instability is supercritical — A possible subcrit-
ical nature of the instability would be revealed by the
occurence of hysteresis in the oscillation amplitude when
ramping V up and down [12]. Fig.7 shows that, within
experimental uncertainties, no hysteresis is measurable,
either on the amplitude or on the spatial frequency of the
undulations. We can therefore conclude that the instabil-
ity occurs via a supercritical bifurcation. This is compat-
ible with the existence of damped bursts of undulation
close below the threshold. Accordingly, we determine the
critical velocity Vc by extrapolating to ∆R = 0 the uni-
versal behavior of the amplitude in the close vicinity of
the threshold for a supercritical (Hopf) bifurcation [19],
namely (∆R)2 ∼ V − Vc.

As V/Vc grows, the amplitude ∆R departs from its uni-
versal behavior and tends to plateau at a value ∆Rmax

which remains relatively small, namely ∆Rmax/R . 0.1.
Accordingly, the profile edges remain quasi-sinusoidal (ie.
the non-linear terms of the underlying dynamics remain
small). More precisely, the power spectra of R(x) show
no harmonic peak and remain relatively narrow (typ.
∆f/f0 ' 0.2) in the whole range (V/Vc < 10) investi-
gated. The spectrum shown on Fig.5, which corresponds
to V/Vc ' 1.2, i.e. to the maximum ∆Rmax of oscillation
amplitude, is therefore typical.

The instability is controlled by the Weissenberg num-
ber — Fig.8 shows the variations of ∆R and f0 with V
for ALG10 flowing through capillaries with three different
radii R. Clearly, the critical velocity Vc, the maximum
undulation amplitude ∆Rmax and the spatial frequency
f0 depend on the capillary radius. Fig.9 shows that Vc,
∆Rmax and the pitch of the helical disturbance λ = 1/f0
depend linearly on R.

Accordingly we have replotted the data, suitably scaled
by R (Fig.10). For a given alginate concentration
(ALG10) the relevant control parameter is therefore the
average shear-rate V/R. We have determined the critical
value V/R|c for ALG4 and ALG6 as well. The values
compiled in Table I are compatible with a critical value
Wic = 4–6 of the Weissenberg number (evaluated at the
wall, under a no-slip hypothesis, as detailed in supple-
mental material).
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FIG. 4: Left pannel: Snapshots of the extrudate exiting from a glass capillary with internal radius R = 250µm (see dashed
white lines) for increasing average velocities V . At a critical value Vc sinuous features show up, such as trains of microbubbles
arranged sinusoidally, indicated by white arrows on (c) and (d), see text. Right pannel: Characteristic paths of microbubbles
tracked in the end portion of the capillary extending ' 20R upstream of the exit plane. The velocity scale is common to both
panels. We have expanded the vertical scale in order to magnify the bubble displacement perpendicular to the axis.
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Evidence of a bulk flow instability inside the
capillary

Oscillations of the extrudate necessarily result from an
oscillating velocity field inside the die, at least in the close
vicinity (' R) of the exit plane. In order to check this,
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FIG. 6: Azimuthal isotropy of the rms amplitude of the extru-
date undulation (V = 2× Vc) as measured by a fixed camera
but for different angular positions θ of the whole extrusion
setup (R = 100µm) around its symmetry axis.

we have tracked microbubbles advected along the glass
capillary in the end region extending ' 20R upstream of
the exit plane. The right panel of Fig.4 shows represen-
tative paths selected at different average velocities below
and above the threshold Vc. As expected, whereas for
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Fig.8

V < Vc the paths are straight, for V > Vc their projec-
tion onto the observation plane are quasi-sinusoidal.

At this stage, we must assess whether the flow insta-
bility responsible for the extrudate one is an entry, exit
or bulk one. For this purpose, we have monitored for
V > Vc bubble paths at different locations along the
capillary, up to a distance ' 80R upstream of the exit.
The observation of quasi-sinusoidal paths with compa-
rable amplitudes and periods, whatever their location
along x, illustrated on Fig. 11, indicates the presence
of undamped oscillations of the velocity field, i.e. an in-
stability which, in contradistinction to the sharkskin one
[1], is not localized in the vicinity (' R) of the exit plane.
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Moreover, note that the wavelengths of the bubble
paths are ' 8R, i.e. significantly larger than the pe-
riod (' 3R) of the extrudate distorsion. This was al-
ready pointed out by Wilson and Loridan [11] in their
analysis of Bodiguel et al. data [15]. Such an apparent
wavelength dilatation is akin to a Doppler effect. The
analysis performed in supplemental material enables us
to estimate that the magnitude of the phase velocity vϕ
of the oscillating perturbation is comparable with V .

(a)

(b)

(c)

(d)

FIG. 11: Paths of lagrangian tracers recorded at different
locations along a R = 250µm capillary. The portions of the
capillary corresponding to each path are shown on the upper
drawing.

Finally, the fact that the extrudate instability is ob-
served for capillaries with aspects ratios L/R as large
as 200 strongly suggests that it cannot originate from a
destabilization of the flow upstream of the abrupt con-
traction. As pointed out by Larson [1], some unstable
pipe modes must be at work in order to pump energy
from the base flow and compensate for the viscous losses
associated with the velocity oscillations.

In order to make a more precise statement, we have
constructed capillaries with a 5:3 contraction by glueing
a R− = 150µm capillary inside a R+ = 250µm one and
cutting the narrow portion at different lengths L150 (see
inset of Fig.12). The throughput range was chosen so
that the flow in the wider capillary remained stable while
enabling to cross the instability threshold — as revealed
by the undulations of the extrudate — in the narrower
one. Fig.12 shows the maximum amplitude ∆Rmax of the
undulations as a function of L150/R−. At large enough
aspect ratios, i.e. L150/R− & 40, ∆Rmax becomes insen-
sitive to the length. This definitely establishes that the
helical deformation of the extrudate is the outer manifes-
tation of an instability which affects the whole flow inside
the capillary. The results presented so far were obtained
for L/R ' 200, hence correspond to the instability of

an “infinite” pipe. For L/R < 40, the amplitude de-
creases markedly and, when extrapolated to the “orifice
die” limit (L/R → 0) the amplitude vanishes (Fig.12 ).
As will be discussed in the next section, this is in strong
contradistinction with the usually reported phenomenol-
ogy for polymer melt extrusion where shorter dies, mostly
used in practice, are also the most prone to the so-called
“melt fracture” helical instability.
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FIG. 12: Maximal amplitude of undulation of a extrudate ex-
iting a R− = 150µm capillary at a distance L150 downstream
a 5:3 contraction with R+ = 250µm (see sketch on inset).
The broken lines are guides for the eyes.

DISCUSSION

Comparison with previous studies

Influence of shear-thinning on the nature of the insta-
bility — The results presented so far are in clear con-
tradistinction with those of Bertola et al. [12] and Pan
et al. [13] who evidenced a pipe instability controlled by
the Weissenberg number but exhibiting a large hystere-
sis — an obvious subcritical feature, while the instability
is, in our case, supercritical. Since the two cases differ
essentially by the steady flow characteristics of the fluids
under study, namely their being shear-thinning or not,
we are led to conclude that it is this rheological feature
which primarily controls the nature of the pipe insta-
bility. This is fully supported by the theoretical predic-
tion that planar channel flows of “weakly” shear-thinning
White-Metzner fluids (n > 0.3) are linearly stable [10]
while “strongly” shear-thinning ones (n ≤ 0.3) are lin-
early unstable. The theoretical limiting value of n for
axisymmetric pipe flows is unknown but our results in-
dicates that, in this respect, entangled alginate solutions
with n ' 0.3 belong to the “strongly shear thinning”
class of fluids.

Beyond proving the existence of a linear pipe flow in-
stability, our results reveal that: (i) it corresponds to a
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direct Hopf bifurcation — a feature which would require
a non-linear analysis of the flow dynamics to be theoreti-
cally assessed — and (ii) the first unstable mode is helical
— hence a relevant theoretical study of the flow stability
should be fully 3D [17].

As far as symmetry breaking is concerned, our pipe
flow helical instability is strongly reminiscent of the sin-
uous one reported by Bodiguel et al. [15] for 2D micro-
channel flows. Although the high molecular weight, par-
tially hydrolyzed polyacrylamide (PAa) solutions used in
their study exhibited an exponent n ' 0.2, i.e. were
highly shear thinning, the results could not be directly
compared to the theoretical predictions of [10]. Indeed,
on the one hand, for technical reasons [14], the theoretical
flow stability was restricted to “varicose” axisymmmet-
ric modes. On the other hand, PAa does not obey the
White-Metzner constitutive equation with a single expo-
nent ruling power laws (1) and (3). In [15], n = 0.21 and
m = 0.43 indicates that the elastic modulus itself is rate
dependent. The consequence of this extra complication
has been studied by Wilson & Loridan [11] using an ex-
tended constitutive law. Interestingly, albeit they have
restrained their analysis to varicose modes, they have
shown that the flow stability, i.e. the critical value of the
Weissenberg number, is noticeably increased by the rate
dependence of the modulus. This is an important exam-
ple showing that rheological details may have quantita-
tive consequences on a flow instability while preserving
its qualitative characteristics. This would be worth be-
ing confirmed experimentally by swapping the two fluid
systems — ALG and PAa — in each of the two flow
configurations of [15] (2D channel flow) and the present
study (axisymmetric pipe flow).

Competition between pipe and contraction flow insta-
bilities — In the field of extrusion instabilities, a touch-
stone is the broad phenomenology pertaining to the so-
called “melt fracture” of polymer melts [3, 5, 20]. Here we
focus on the extensive study by Combeaud et al. [6, 20]
of the helical extrusion instability of linear polystyrene
(PS). Their polymer melts and our entangled polymer so-
lutions exhibit a common rheological characteristic since
the flow viscosity of PS is strongly shear thinning [20]
with a power law exponent n ' 0.2, a plateau viscosity
η0 ' 5× 104 Pa.s and a cross-over shear rate γ̇0 ' 1 s−1.
It appears therefore meaningful to compare the results
obtained on PS and ALG, taking advantage that in both
studies, the extrudate together with the upstream (pipe
or contraction) flow have been characterized.

At first sight, the two systems behave similarly since
in both cases the extrudate exhibits at large enough
throughput a transition from a cylindrical to a fairly
regular helicoidal shape. The authors report that for
PS this instability occurs at shear rates far beyond the
range accessible in a cone-plate rheometer. Therefore,
the critical value Wic of the Weissenberg could only be
roughly estimated by extrapolation of their rheological

data to range between 2 and 10. Since our own estimate
is Wic = 5 ± 1, the comparison is not conclusive, even
though both ranges are compatible.

Much more specific is the behavior of the pitch λ of
the distorted extrudate upon increasing the shear rate.
In this respect, both systems show antagonistic trends:
while for ALG it is the spatial frequency λ−1 which re-
mains constant (Fig.8), for PS it is the temporal one V/λ
which exhibits but small variations. This strongly sug-
gests that both systems develop instabilities of different
origins. This is confirmed in [6] by the direct visualization
of the velocity field in the reservoir, upstream of the inlet,
which clearly indicates that emergence of the extrudate
instability coincides with the destabilization of the con-
traction flow, a phenomenon which has been extensively
studied by McKinley et al. for non shear-thinning Boger
fluids [7]. Correlatively, as the die aspect ratio is reduced,
the extrudate undulation becomes more pronounced for
PS, whereas it vanishes for ALG (Fig.12).

Although for practical reasons extrusion of polymer
melts is usually performed through short dies, Combeaud
et al have extended their study to aspect ratios up to
L/R = 64. They show that the helicoidal undulations
persist up to this aspect ratio value, although strongly
reduced (see Fig. 3.7 of [20]). The gradual attenuation
of the helix amplitude however strongly slow down for
L/R & 32 (see Fig. 3.8.b. of [20]). Interestingly, this
value, which could be considered a priori quite large for
an “infinite die” regime to be reached, is compatible with
our own finding that the “infinite pipe” limit is reached
for L/R ' 40 (12). From this comparison we conclude
that the main body of experiments on PS (resp. ALG)
are concerned with “short” (resp.“long”) dies in which
reservoir (resp. pipe) flow instabilities are favored.

In light of the present results, it should be extremely
useful to focus experimentally on a contraction flow in-
stability of ALG and a possible pipe flow instability of
PS, although the high viscosity of the melts probably pre-
cludes using the long pipes required for this instability to
fully develop.

Non-linear instability development vs. wall slip

The standard extrusion phenomenology of polymer
melts involves the gradual transition from a quasi-
periodic helical disturbance to a more or less chaotic one
as the throughput is increased beyond a critical thresh-
old. With this in mind we have systematically explored
the evolution of the extrudate undulations beyond Wic.
No widening of the oscillation spectrum (see Fig.5) was
observed up to the experimental limit of V ' 10 × Vc
(however only a two-fold increase in the slowly varying
Wi). Surprisingly, although one could expect a slow-
ing down of the amplitude growth due to the build-up of
stabilizing non-linear terms in the flow dynamics, we sys-
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Q, (b) the sharkskin contrast index (see text) and (c) the
scaled oscillation amplitude. Different radii are represented
by the same symbols as in Fig.8.

tematically observe a marked decrease of the amplitude,
as shown on Fig.13.c. This means that the plateauing
trend observed close above Vc (Fig.8) signals, in fact, the
existence of a maximum of the amplitude. Such a be-
havior is, to our knowledge, quite unusual in non-linear
dynamics.

Since the extrudate undulations involve some motion
of the surrounding bath fluid, we have checked whether
viscous damping could be involved. We have changed the
saline solution (viscosity ηs ' 10−3 Pa.s) for a 1 wt.% so-
lution of sodium alginate (viscosity η1% ' 10−1 Pa.s). No
significant difference in the ∆R(V ) curve was observed,

neither close to onset nor well beyond threshold, suggest-
ing that the viscosity of the bath is not relevant to the
undulation development.

Some further insight into the underlying physical
mecanisms responsible for this behavior can be gained
from the simultaneous measurement of two character-
istics of the extrudate, namely the (die-)swelling ra-
tio Q and the sharkskin amplitude. The swelling ra-
tio in the presence of oscillations is determined by mea-
suring the average axial velocity of the extrudate Vout
well downstream the capillary exit. It is defined [26] as
Q = (V/Vout)

1/2. The sharkskin amplitude is estimated
from the contrast of the resulting pattern, determined
under constant illumination and video acquisition param-
eters.

Fig.13.a reveals an unusual behavior of the swelling
ratio which is expected to grow as some power law of
the shear rate with a small exponent [21]. Here, Q first
increases with the throughput but hardly builds up to
values larger that 1.3 and then decreases to a plateau
value . 1.2 (close to the value 1.1 for a purely newto-
nian fluid). The same trend is exhibited by the shark-
skin contrast (see Fig.13.b and Fig.4): although always
superimposed to the volume oscillations, the sharkskin is
less and less severe as the throughput is increased beyond
threshold.

Both die swell and sharkskin are qualitative indica-
tors of the validity of the no-slip condition at the cap-
illary wall. Die swell is a manifestation of the sudden
relaxation of the first normal stress difference which it-
self requires viscous shear to build up. It is therefore
mitigated by wall slip. Sharkskin results from the stress
singularity which develops at the exit rim where bound-
ary conditions abruptly switch from no-slip to no-stress
[22]. It is attributed to the accomodation of the singu-
larity via tearing of the viscoelastic material [23]. Wall
slip clearly smoothes out the singularity hence limits the
development of sharkskin. This suggests that the strong
attenuation of ∆R is due to the concomitant build up of
wall slip.

Furthermore, the data of Fig.13.a show that, quite un-
expectedly, the relevant variable when the capillary ra-
dius is changed is not the shear rate but rather the av-
erage velocity V . This can be understood as a hint for
the occurence of gross slip with a velocity Vs ∼ V . The
no slip condition is then replaced by a tribological re-
lationship σw = f(Vs) which depends on “microscopic”
characteristics of the fluid-wall interface, and not on the
“macroscopic” radius. So, the residual shear rate at the

wall γ̇w(Vs) ∼ σ
1/n
w , must be determined by Vs, hence

by V rather than V/R. Accordingly, we have plotted
the relative oscillation amplitudes for different radii as a
function of V (Fig.13.c). It is clear that, although in the
growing part of the amplitude development this variable
is not the relevant one, in the decreasing part it leads to
a reasonable collapse of the data.
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These results, though preliminary, indicate that the
non-linear development of the instability is probably mit-
igated by the gradual build-up of wall slip. We cannot
conclude at this point whether the fact that both phe-
nomena occur at neighbouring values of the wall shear
rate is a mere coincidence or signals some correlation.
Interestingly, non-trivial coupling between flow instabil-
ity and wall slip can be found in the previously discussed
study of Bodiguel et al. [15] (their Fig.2) although the
authors have rather focussed on the drag reduction as-
sociated with the occurence of elastic turbulence in their
microfluidic channel flow.

CONCLUSION

We have studied in detail the helical instability which
occurs when extruding an entangled polymer solution
through glass capillaries with large aspect ratios. Cou-
pling the quantitative analysis of the extrudate undu-
lations with the visualization of tracer paths inside the
capillaries we were able to demonstrate that this extru-
sion instability is the downstream manifestation of the
destabilization of the base flow occuring everywhere in-
side the pipe. The instability exhibits the characteristics
of a supercritical Hopf bifurcation occuring above a crit-
ical Weissenberg number Wic = 5± 1.

As suggested by the seminal theoretical work of Wil-
son & Rallison [10], a key rheological characteristic of
our fluid system, as regards its flow stability, is certainly
its rather strong shear-thinning behavior. Recent stud-
ies have also brought out the essential role played by
shear thinning in the stability of viscoelastic flows at zero
[24] or moderate [25] Reynolds numbers. In serpentine
micro-channels, shear thinning is found to stabilize the
flow against the onset of elastic turbulence [24]. In large
pipes, it yields an new type of symmetry-breaking super-
critical transition [25]. In our case, as well as probably
in microchannel planar flow [15], “strong” shear-thinning
is responsible for the linear instability of the base flow,
whereas Boger fluids designed to exhibit negligible shear-
thinning are only non-linearly unstable [12, 13].

The present work therefore suggests to make use of
fluid systems with increasing shear-thinning exponents
n in order to study experimentally the evolution of the
pipe flow instability, from weakly non-linear subcritical
at small n to linear supercritical at larger ones.

An intriguing issue that the present work leaves open
is the origin of the large aspect ratio (L/R ' 40) re-
quired for an “infinite” pipe regime to be reached. To
our knowledge, it is the first time that this phenomenon
is put forward and we hope that it will stimulate further
theoretical and numerical studies.

Finally, preliminary results show that, at least for glass
capillaries, the non-linear development of the helical un-
dulations is mitigated by the gradual build-up of wall slip.

In the case studied here, the helical instability and the
onset of gross slip occur in a narrow bracket of control
parameter, leaving open the possibility of some causal
relationship. Our set-up makes it possible to change the
die material from glass to metal or even PTFE, and will
therefore be suitable for future investigation of the role
of wall slip in pipe flow instabilities.
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Supplemental material

CONCENTRATION DOMAINS OF ALGINATE
SOLUTIONS

The viscosity of sodium alginate solutions in pure wa-
ter was measured, at temperature T = 20◦C, using a
double gap Couette cell geometry . Figure 1 shows the
specific viscosity ηsp(c) = (η(c)− ηs)/ηs as a function of
the concentration c, where η is the viscosity of the solu-
tion in the vanishing shear rate Newtonian regime and
ηs is the solvent (water) viscosity.

The three usual regimes of polymer solutions are ob-
served [1]:

• dilute regime where ηsp ∼ c at low concentrations
c < c?

• semi-dilute unentangled regime at intermediate
concentrations c? < c < cE

• entangled regime where ηsp ∼ c3.5 at high concen-
trations c > cE .

From the above results, we conclude that the c = 4–10
wt.% solutions used in the present work are in a rather
strongly entangled state.

1

102

104

106

0.1 10

η
sp

 =
 ( η

0-η
s)/η

s

c (wt.%)

dilute semi-dilute entangled

c
E
 = 1 wt.%c*

FIG. 1: Specific viscosity of alginate solutions vs concentra-
tion, measured at T = 20◦C. The boundaries between the
three scaling regimes define the overlap c? = 0.35 wt.% and
entanglement cE = 1 wt.% concentrations. The grey zone in-
dicates the concentration domain relevant to this study, cor-
responding to strongly entangled solutions.

CALCULATED BASE FLOW VELOCITY
PROFILE AND WALL SHEAR RATE

As a consequence of the strong shear-thinning rheol-
ogy, well described by a Cross law:

η =
η0

1 + (γ̇/γ̇0)1−n
(1)

the calculated velocity profile in an infinite capillary with
no-slip condition at the wall differs markedly from the
Poiseuille solution for a newtonian fluid.

Whereas for V/R� γ̇0 the profile is indistinguishable
from the Poiseuille one, when V/R� γ̇0, it becomes that
of a power law fluid (for which σ = η0γ̇0(γ̇/γ̇0)n). This
profile [2] is very flat over a large part of the capillary,
therefore exhibiting a central quasi-plug flow with shear
localized close to the wall (Fig.2).
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FIG. 2: Velocity profiles for the flow of a fluid obeying a
Cross law with n = 0.3. Lower curve: the Poiseuille solution
for a newtonian fluid corresponding to the limit V/(Rγ̇0) � 1.
Upper curve: solution for a power-law fluid, corresponding to
V/(Rγ̇0) � 1. Intermediate curves (bottom to top) are for:
V/(Rγ̇0) = 2 , 17 , 160, the latter being almost indistinguish-
able from the power law one. Note the plug-like nature of the
power-law profile in a wide core zone (0 ≤ r/R . 0.5).
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FIG. 3: Evolution of the parameter α = γ̇w/γ̇0 with the re-
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α = 6.3. The grey area corresponds to the experimental range
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It is customary to estimate the Weissenberg number
Wi(γ̇) at the wall, where the shear rate γ̇ = γ̇w is maxi-
mum. We express it as:

γ̇w = αV/R

with α a number depending on the velocity profile. In
the low and high shear rate limits:

α =

{
4 Poiseuille (n = 1),
3 + 1

n Power law

We have computed the dependence of α on V/R by
straightforward numerical integration of the flow equa-
tion for the Cross law (1) under a no-slip condition at the
wall. This was used to estimate the wall shear rate γ̇w
and the corresponding Wi for any value of the through-
put. As seen on Fig.3, in the range 10 < V/(Rγ̇0) < 103

s−1 relevant to this study, α ' 6. We have used this value
to compute the expression of the Weissenberg number for
our experiments:

Wi ' 1.7

(
V

Rγ̇0

)0.3

ANALYSIS OF LAGRANGIAN TRACER PATHS

When a passive tracer moves along with an axisym-
metric base flow vx(r)−→ex perturbed by a propagating
harmonic mode of pulsation omega and wavelength λv,
it experiences an oscillating velocity field which is itself
moving with respect to the capillary frame at the phase
velocity vϕ of the mode. Accordingly, the wavelength
Λ of the tracer’s path is diffrent from λv. The effect is
analogous to the classical Doppler effect and, accordingly,
the following relationship holds [3] between the period T
of the tracer oscillations and that, 2π/ω, of the velocity
field:

T (r) =
2π/ω

|1− vx(r)/vϕ|

Here, it is assumed that the radial velocity perturbation
is small with respect to vx, so that the tracers remain at

a quasi-constant distance r from the capillary axis (as is
actually the case for the traces of Figs. 4 and 11 of the
main article).

Since Λ = vxT and 2π/ω = λv/vϕ, one gets straight-
forwardly:

Λ =
λv

|1− vϕ/vx(r)|

We want to compare Λ with the measured wavelength
λ of the extrudate undulations. Extrudate incompress-
ibility yields: λR2

out = (2π/ω)V R2 where we have writ-
ten that the pulsation ω of the velocity perturbation at
the capillary exit is also that of the undulation. In terms
of the die-swelling ratio Q = Rout/R, one gets:

λ

λ v
=

V

vϕ

1

Q2

And finally:

Λ

λ
=
vx
V

Q2

|vx(r)/vϕ − 1|

Knowing the imposed average flow velocity V and mea-
suring the average axial velocity along the path vx, we
have estimated the radius r of the path using the cal-
culated velocity profile of Fig.2. All the traces shown
on Figs. 4 and 11 of the main article correspond to
r/R ' 0.8–0.9, meaning that the corresponding tracers
travelled in the near-wall zone where they could experi-
ence significant shear rate.

With typical values, Q ' 1.3, vx/V ' 0.7, Λ/λ ' 2.7,
one gets |vx/vϕ − 1| ' 0.5, indicating that the phase
velocity of the mode probed by the tracers is on the order
of their average velocity, i.e. of V itself.
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CHAPTER 4. EXTRUSION INSTABILITIES OF POLYMER SOLUTIONS

4.2.3 Implementation on other systems: In the "crimp" quest

4.2.3.1 Quick literature overview

Collagen fibrils within the tendon fascicles sheaths exhibit alternating oblique orien-
tations referring to as "crimp", as presented in Chapter 1 (1.1.1.2.1 p 9). This tendon wavy
shape was suggested to act as spring or a shock-absorber, which may improve tendon
mechanical properties [13]. Thus, several emerging strategies were developed in order to
confer wavy shape to scaffolds and in particular to threads. We briefly report three main
techniques used for this purpose.

Figure 4.6: Example of protocols used to produce wavy scaffolds. Top: Microcrimping method and
scanning electron microscopy of crimped collagen microfibers [14]. Scale bar = 200 µm, Middle:
Sacrificial process and a representative SEM image of fabricated scaffolds containing two fiber
populations. [15] Scale bar = 1 µm, Bottom: Electrohydrodynamic jet printing set-up and example
of moving path and resulting fiber. [16]. Scale bar = 200 µm

A first method to produce wavy microstructures is the microtransfer molding, used by
Caves et al. [14]. The system is composed of a lead-screw assembly, a base membrane on
which synthetic collagen fibers are aligned parallel and a microridged membrane. After
several steps of extension, compression, freezing, drying, chemical treatment, they ob-
tained wavy sheet of collagen fibers with a wavelength of about 100 µm.

A second method consists in producing a construct made of two polymer thread (elec-
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trospinning) populations from which one will be removed or "sacrificed". Szczesny et
al. used this method with PLLA and PEO polymers. As shown in the figure (4.6), PEO
population threads were removed by wash step [16]. The "crimped" shape is given to the
remaining population by heating them.

Recently, Wu et al. used an electrohydrodynamic jet printing device to print wavy polymer
(PCL) fibers (Fig. 4.6) [15]. The resulting fibers have a diameter of about 100µm, a pattern
wavelength of 360µm and crimp angle about 45˚.

In both studies, authors showed that the mechanical properties of the scaffolds were im-
proved by using wavy fibers compared to their respective controls. However, those tech-
niques used synthetic polymer solutions and may be not suitable for collagen ones. In-
deed, electrospinning could denature the collagen and the post-processing such as chem-
ical cross-linking may impact the biocompatibility of the constructs. Moreover, these
methods are quite sophisticated and the whole procedure may take time. Finally, the
resulting scaffolds exhibit more a "2D" wavy pattern than a spring-like shape as for native
tendon crimp.

Our strategy consists in transposing the helical instability observed during the extru-
sion of alginate solutions (without binding ions) to the collagen one and thus produced
"crimped" threads.

4.2.3.2 Helical instability: from alginate to collagen

Figure 4.7: Collagen at 30 mg/mL extrusion in A) PBS 1X and B) PBS 5X observed in real time and
post extrusion by polarized light microscopy with (top corner) and without quarter wave-plate
(bottom corner). Eye guidelines in blue dashed lines helps the helical pattern visualization. Scale
bars = 200 µm

The alginate solution at 10 wt % exhibited rheological properties close to the collagen
solution at 30 mg/mL (Chapter 3, 3.1.2.3 p 93). From the study of alginate extrusion with
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glass capillaries in the case of non-binding ions, we have found a critical velocity above
which the helical instability starts appearing.

Thus, we decided to test the extrusion in almost the same conditions with collagen solu-
tion at 30 mg/mL. The idea was to produce collagen threads with inner structure present-
ing an helical geometry. The final goal would be to mimic the "crimp" and so to improve
collagen threads properties (Chapter1, 1.1.1.2.1 p 9).
First, to induce slow fibrillogenesis of collagen molecules, phosphate buffer saline PBS
(1X) was put in the extrusion bath. The helical pattern revealed quite rapidly over a large
range of velocity. At higher ionic strength, with PBS 5X, this instability was also observed.
Even if the helix was less pronounced than the one observed with alginate solutions, the
whole inner structure followed the helix geometry as shown by polarized light microscopy.

Conclusion:
By a simple extrusion process, we induce the helical alignment of collagen inside the
threads. It should be noted here that this analysis of instabilities took place in parallel to
the biological tests and its application to collagen came very recently. Therefore those he-
lical threads were not checked for their mechanical properties neither for the cell culture
at the time of the writing up of my thesis. Nevertheless, those results are very promising in
the "crimp" quest and may improve the quality of artificial tendon-like collagen threads.
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4.3 Extrusion in a bath of cross-linking ions

Without cross-linking ions, sharskin and helical instabilities were observed down-
stream. While we have shown that the latter affects the whole flow along the capillary,
the former was known to be attributable to the stress and strain rate singularity generated
in the exit zone due to the no-slip to no-stress boundary condition abrupt transition [12].
In the presence of binding ions in the exit zone, it is legitimate to think that sharkskin
could be modified by the ions while the helical instability would remain unaffected. In
addition new instabilities could appear as well. In this section, we will focus on the in-
stabilities "zoology" obtained for alginate solution ALG4 extrusion with glass capillary in
a cross-linking ions (calcium) bath while varying the velocity. The different effects due to
the calcium ions or alginate concentrations and needles materials will be discussed for
each instability.

4.3.1 Overall observations

The results obtained for ALG4 extruded with glass capillary in chloride calcium 0.5M
bath are gathered in Figure 4.8. During the extrusion of such solutions, several instabili-
ties are observed:

Figure 4.8: Morphologies observed during the extrusion of ALG4 in CaCl20.5M with a glass capil-
lary (R=150µm) for exit velocities ranging from 0.2 to more than 132 mm/s : A)Smooth, B) Wavy,
C) Alternating, D) Striated, E) Smooth, F) Narrowed. White scale bar = 200 µm

Upon increasing the velocity from rest up to 0.2 mm/s, the alginate extrudate is smooth
(Fig.4.8 A) and then different patterns appear one after the other (Fig.4.8 B, C, D). First,
the alginate flow has a wavy shape (B), then, tightened striations (D) appear and those
two may alternate between smooth and wavy/striated pattern (C). For higher velocities
(around ten times more), the alginate flow seems to be smooth again (Fig.4.8 E) but with
an external diameter higher than in the first smooth region. Finally, for the highest attain-
able velocities, we observe a flow narrowing at the die exit and an opaque region (Fig.4.8
F)red arrow) inside the capillary is growing. Those phenomena are observed for the dif-
ferent capillary radii. It is quite surprising that the sharkskin defect does not appear as
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previously observed in deionized water. This means that the presence of binding ions
avoids the formation of sharkskin.

In the following, each instability is described in more details and discussed.
NB: For the highest velocities, camera acquisition frame rate did not allow the observation
of the flow surface in real-time. In such cases, the alginate extrudate was quickly removed
from the bath and observed by optical microscopy "post-extrusion".

4.3.2 Smooth region

As previously mentioned, at very low velocities, the extrudate surface was smooth (Fig.
4.8 A). Moreover, the flow diameter (D’) seemed to be smaller than the die exit. To quantify
this observation, D’ was measured from the real-time motion pictures for different veloc-
ities. The swelling ratio D′/D was plotted as a function of the shear rate γ̇ for the available
stainless steel needles of inner diameters D (Fig. 4.9):

Figure 4.9: Ratio diameters D′/D plotted as a function of the shear rate for the extrusion of ALG4
in CaCl20.5M with stainless steel needles. D’ is the measured extrudate diameter and D the inner
needle diameter. In the region of interest (shaded area), the ratio is below 1 which shows that the
extrudate has a smaller diameter than the needle one.

For shear rates ranging between 0.1 to 10 s−1, we had: D′/D < 1 (the region of interest
is shaded). This meant that the extrudate diameter was significantly smaller than the
imposed inner diameter. This shrinkage could even reach 40% of the initial diameter for
the lowest shear rates.
NB: The same measurements were performed with glass capillaries with the same order
of magnitude.

How can we explain thus this remarkable shrinkage? As the shrinkage was not observed
in the previous study while there was no cross-linking ions, this phenomenon can only be
due to the presence of calcium ions.
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Indeed, when the alginate extrudate came in contact with the calcium ions, a gel was then
formed through the "egg box" mechanism previously described (2.2.2.2 p 81). The gel was
formed from the outside and the gelation continued progressively to reach the extrudate
core. The gelation front was visible: fine area where the contrast changes (Fig. 4.10 left).
Further the die exit, the extruded thread was thus completely gelled.
However, this gelation is more complex. In fact, several mechanisms occur simultane-
ously: ion exchanges (Na2+ ↔ Ca2+) which allow alginate/calcium binding, calcium ions
diffusion through the new formed network and sodium alginate solution emergence from
the die exit.

A first approach to estimate the dominant phenomena consists in analyzing dimension-
less number. The two forms of species transport in a flow, that is convective and diffusive,
are generally compared by the Peclet number Pe, defined as:

Pe =
tdi f f

tconv
=

v R

D

It relates to the fact that the typical convection time over a distance R is defined by tconv =
R/v whereas the diffusion time over this same distance is expressed as tdi f f = R2/D, where
D is the diffusion coefficient of the species considered in the respective solvent. Alginate
is a macromolecule and has a lower diffusion coefficient than calcium ions, implying that
alginate should not diffuse significantly before reacting with the ions. The considered
diffusive species are thus the calcium ions.
In the direction of the flow at a velocity v = 0.2 mm/s, with D ∼ 10−9 m2/s, and a capillary
radius L of 150 µm, we obtain Pe// ∼ 30. Since 30 >> 1, it means that the diffusion is
negligible and convection is dominant. However, in the radial direction, since the flow is
longitudinal, the Peclet number Pe⊥ is equal to zero as there is "no velocity". In such case,
the diffusion of calcium ions is the dominant phenomenon.

Little reaction takes place in the gel, since the concentration of free alginate is very low.
As the boundary between sodium alginate (liquid) and calcium alginate (gel) is continu-
ously moving , the gel layer is growing and the liquid core decreases. We can estimate the
diffusion length Ldi f f over which the gelation front is converging (Fig. 4.10). This length
is related to the Peclet number by:

Ldi f f = v × tdi f f = Pe ×R

As Pe ' 30, the diffusion length from this estimation is equal to: Ldi f f ' 30R. While mea-
suring this length on the real time extrusion figure 4.10 (left), we find: Ldi f f ' 8R. This
means that the effective diffusion of calcium ions is faster than the predicted one.

At the die exit (Fig. 4.10, insert), if we suppose that the diffusion and convection phe-
nomena are comparable (Pe ∼ 1), the physical quantity δ called the "skin depth" which
corresponds to the gelled thickness at a distance h from the die exit can be estimated as:

Pe = 1 =
v δ

D

δ =
D

v
' 20µm
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Figure 4.10: Steady and homogeneous alginate flow (left) and the scheme representation of the
syneresis process occuring (right): calcium ions diffusion and water expulsion. The insert focuses
on the nearly die exit zone. Black scale bar = 200 µm

While measuring this length on Figure 4.10 (left), we obtain: δ' 25±5µm which is in good
agreement with this estimate.

In parallel of calcium ions diffusion, a last phenomenon called syneresis occurs [17]. This
is characterized by the contraction of alginate chains network while local divalent ions
concentration is increasing. During the syneresis, the water of the gel is exuded, which
has the effect of decreasing the dimensions of the extrudate and increasing locally the
polymer concentration. This reorganization of the network increases the stability of the
the hydrogel and reduces its porosity which may impact the calcium ions diffusion speed.
Moreover, the composition of alginate plays here an important role in this mechanism
as alginate solutions with long G-type sequences contract less than the alginates which
possess shorter ones [17].

4.3.3 Die swelling

From the first observations, at higher velocities, the extrudate seems to be smooth
(Fig.4.11, right) with a larger diameter than the die and compared to the smooth region
while syneresis occurs. If we go back to the diameter ratio D’/D plot, we observe that
this ratio is greater than 1 for shear rates ranging from almost 10 to 1000 s−1 (Fig. 4.11,
shaded area). It means that the extrudate diameter is higher than the inner needle di-
ameter which is thus called the die swelling. The swelling increases with the velocity and
exceeds 1.5 times the internal diameter of the needle.
This phenomenon is due to the strong viscoelastic properties of the alginate solutions.
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Figure 4.11: Left: Die swelling image of ALG4 extrusion in CaCl20.5M with metallic needle
D=780µm (Scale bar = 200µm. Right: Ratio diameters D′/D plot as a function of the shear rate.
In the region of interest (shaded area), the ratio is larger than 1 which shows that the extrudate has
a higher diameter than the needle one.

Such fluids display also other spectacular demonstrations as the Weissenberg effect [18]:

Figure 4.12: The Weissenberg or rod-climbing effect imaging [18]. The fluid is high molecular
weight PIB in low molecular weight polyisobutylene. It can be compared to newtonian fluids (ex:
water) behavior, where the swirling effect causes a depression vortex rather than a climbing effect
as observed here.

NB: In the case of newtonian fluids, the extrudate has the same diameter as the die and
the rotation of the rod creates a vortex and not a fluid climbing.

Those two effects are directly related to the normal stresses developed when such sys-
tems are submitted to a shear flow [19]. In fact, during extrusion process, the solution
composed of long, entangled and coiled polymer chains, is forced to pass through a nar-
row die channel which elongates those chains in the flow direction and compresses them
in the normal direction (Fig. 4.13). At the die exit, the release of the compressive forces
and the "memory effect" of such viscoelastic fluid make the polymer chains go back to
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Figure 4.13: Scheme of die swelling mechanism: in the narrow channel, the polymer chains are
elongated in the flow direction and compressed in the normal direction. At the die exit, the poly-
mer chains return to the "coiled" configuration which leads to the extrudate swell. Adapted from
[2].

their original configuration. Thus, there is a contraction of the chains in the flow direc-
tion and an expansion in the normal direction leading to the extrudate swell.

Moreover, from the rheological properties presented in Chapter 3, it has been shown
that the alginate solutions are shear-thinning where the viscosity is constant (newtonian
Plateau) for γ̇ < γ̇0 and decreases for γ̇ > γ̇0 . In our study case, γ̇ > γ̇0 meaning that the
viscosity function depends on the shear rate and is described by a power law. When in-
creasing the shear rates, the viscosity decreases as the polymer chains tend to align along
the shear. Thus, the swelling phenomenon is not due to the cross-linking ions but to the
strong shear-thinning of alginate solutions.

4.3.4 Wavy, striated patterns and smooth alternation

4.3.4.1 Volumetric waves and surface striations

4.3.4.1.1 General observations

The wavy and striated patterns were not observed without cross-linking ions whatever
extrusion speed tested. Therefore, a first assumption was that those instabilities were due
to calcium ions. An easy way to verify this hypothesis was to change the calcium ions
concentration. The same extrusion of ALG4 was thus performed in a calcium ions bath at
0.5M and 0.1M at the same velocity (v = 0.1mm/s).
At [Ca2+] = 0.5M, the extrudate showed high periodic rough striations whereas at [Ca2+] =
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Figure 4.14: Extrusion of ALG4 in CaCl20.5M (left) and CaCl20.1M (right) with glass capillary
R=250µm at v = 0.1mm/s. Striations are periodic at 0.5M and sporadic at 0.1M.

0.1M those patterns were more sporadic and more difficult to observe as the roughness
amplitude of those striations may be reduced. Therefore, striations are promoted by the
gelling salt and so, the calcium ions are responsible for those instabilities.

4.3.4.1.2 Striations and waves analysis

It was very surprising to see how periodical the striated patterns were. In order to track
in real-time their presence and assess their spatial wavelengths, we decided to analyze
the striation using a laser beam. Unfortunately, this procedure was not suited for the real-
time tracking of this instability as the laser beam illumination would suffer from numer-
ous reflexions due to the glass tank and the solution in the bath. We therefore analyzed
"post extruded" alginate threads outside of the set-up when striations were observed. The
diffraction pattern is shown in Figure 4.15.
The diffraction pattern is composed of several fringes spaced at a length L. Those fringes
are perpendicularly oriented to the striations found on the alginate thread surface. The
striated patterns act as a diffraction grating. It is thus possible to estimate the distance
between two striations:
Numerical application: From the diffraction relationship between the different physical
quantities, we have:

a =
2 λ D

L
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Figure 4.15: Laser diffraction experiment on an alginate thread which exhibits periodic striations
and the respective diffraction pattern observed directly on a screen.

where a is the striations wavelength on alginate thread, λ is the laser beam wavelength
λ = 660nm, D the length between the thread and the screen; and L the length measured
on the screen between two fringe patterns (L = 4cm). From the relationship, we obtain:
a ' 12µm which is consistent with the microscopical observations.

Figure 4.16: Eye guidelines of the possible mechanism which leads to wavy (left) and striated pat-
tern (right). The gelation may occur at the die exit and propagate along the die circumference.
At low throughput (left), the gelation front sticks and debonds while the solution still flows (pro-
trusion). At higher throughput, this mechanism occurs more rapidly: the protrusions do not form
and the gelation travels the entire circumference quasi instantaneously (right). Scale bar = 200µm.

Possible mechanism: It is assumed that wavy and striated patterns both come from the
presence of calcium ions and may be due to the same instability but at different time
scales. Calcium ions might diffuse and penetrate at the die exit vicinity over a small length,
but long enough to create a gelled area which sticks and moves radially away from the die
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surface. In the "wavy" case, the throughput is slow enough to give to the annular gel
front the time to propagate over ONE die circumference while solution continues flowing
(protusion). As a consequence, the pattern is helical (Fig 4.16 left). When the throughput
increases, this phenomenon occurs more rapidly and the gel "annulus" debonds from the
die over the all circumference at almost the same time (Fig 4.16 right), leading to quasi
entire rings which appear very periodically.
The time period T between two striated events were measured at different throughputs.
The striations velocity vS at which the striations progress, was estimated as follows:

vs =
2 π R

T

where the numerator represents the die inner periphery with R its radius and T the time
period. Figure 4.17 displays the striations velocity evolution as a function of the shear rate
γ̇ for three different capillary radii.

Figure 4.17: Striations velocity evolution as a function of the shear rate for three capillaries of radii:
Red: 100 µm, Green: 150 µm and Purple: 200 µm

The striations velocity tend to values of about: vS = 0.1-1m/s for high shear rates. As a
possible line of reflection, we can calculate the sound velocity of a plane transverse shear
wave in a material. This velocity is related to the shear modulus G and the mass density ρ
by:

vsound =

√
G

ρ

Here, for the high shear rates, the shear modulus is about 200 Pa.s. The mass density of
sodium alginate is 1600 kg /m3. The resulting shear wave velocity is estimated: vsound '
0.35 m/s. The striations velocity and the shear wave velocity are of the same order of
magnitude. This might suggest that the striation is an adhesive fracture process which,
as such, has a limit velocity of the order of the transverse sound velocity. (Rayleigh wave
speed for mode I brittle fracture, [20])
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4.3.4.2 Oscillating flow

Between the wavy and striated regimes, an unstable region is observed. While the
velocity is close to the lower or upper ranges, the extrudate surface alternates with smooth
and respectively wavy (low) or striated (high) patterns. An example of alginate extrudate
with oscillating surface is shown in figure 4.18:

Figure 4.18: Alginate extrudate from ALG4 extrusion in CaCl2 0.5M, with a glass capillary R=150
µm at v= 1mm/s. This extrudate displays two morphologies: right: smooth region and left: stri-
ated pattern. Red dashed lines are eyes guidelines to see the die swelling superimposed with stri-
ations defect. Scale bar = 200 µm
NB: Those instabilities were observed for glass, metallic and PTFE capillary. It was more surprising
in the last case as Teflon is hydrophobic and does not promote adhesion.

We can also notice that the striations appear superimposed with a diameter increase
whereas the smooth part has a diameter comparable with the inner capillary diameter
(Fig. 4.18,4.19). Based on polymer melt interpretation for the stick-slip instability, it is
assumed that as the swelling and striations appear together, polymer chains stick to the
wall surface leading to their disentanglement and so to the die swelling at the exit where
chains entangle. On the contrary, when chains are sliding on the wall, there is no die
swelling and the extrudate is smooth [1].

Figure 4.19: Spatio-temporal image of ALG4 extrusion with stainless steel needle of radii 760µm in
the oscillating regime. Stick is associated to die swelling and Slip to the smooth region. Red arrow
shows the flow direction. Scale bar = 200 µm.
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Finally, regarding the time period of each phenomenon, we observe that, generally, the
stick phase has shorter durations than the slip phase (Fig. 4.19). Moreover, both appear
quite periodically. Further investigations must be performed to better quantify this oscil-
lating regime.

4.3.5 Gel clogging

The last instability is the most surprising. While increasing extrusion velocity at its
maximum, gel clogging near the die exit is observed. We first noticed this incredible in-
stability with a metallic needle. With this material, the gel clogging can reach 50% of the
die diameter! To better understand the gel clogging formation, we used glass capillaries
and repeated the experiment. It was quite difficult to find it but it seems that after several
experiments with the same capillary, it favored the instability. Moreover, the instability
must appear on one capillary "side" in the field of view to be seen.

Figure 4.20: Gel clogging steps: A) The gel nucleation site appears and B) grows until C) beginning
to go out and D) being expulsed. The flow diameter decreases progressively. Extrusion of ALG4 in
CaCl2 0.5M with glass capillary 500µm. Needle diameter=390µm.

Figure 4.20 displays the different steps of the gel clogging formation. Thanks to the
glass transparent capillary, we can follow the development of the gel clogging. First, a
nucleation point is observed and grows inside the capillary up to some critical size. Then,
it begins to go out of the capillary and it is finally expulsed. Moreover, one gel clogging
event is often followed by series of other events which appear quite periodically (Figure
4.21, A) from the same "nucleation" site. In order to further investigate this gel clogging,
we have used needles with different angles.

Angle effect: for an angle of 30˚at the die exit (Figure 4.21, B), in the case of stainless steel
needle, the gel clogging is also observed. The instability is always located on the top angle
side (side where the solution is "first" in contact with the bath)

Die material effect: as previously mentioned, the gel clogging was larger for stainless steel
needles than for glass capillaries. It was not yet observed in the case of PTFE tubing.

Calcium ions effect: we performed the same extrusion experiment at the highest velocity
in chloride calcium solution at 0.1M (5 times lower). No gel clogging was noticed.

All those qualitative observations suggest that calcium ions are essential to induce quick
gelation at the die exit and that rough material improves this instability. We can hypoth-
esize that the roughness acts as an ion entrance favorable parameter which makes easier
ion diffusion at the die exit vicinity.

Short comment: As this bulk defect spoils the extrudate and may clog half of the die (Fig.
4.22 B)), we would like to know how this large barrier impacts the force signal and then
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Figure 4.21: Spatio-temporal images of ALG4 extrusion with stainless steel needle of radii 460µm
of A) blunt exit and B) exit angle 30˚of several gel clogging events.

if it is possible to predict the gel clogging. The force signal was monitored during the
extrusion of alginate solutions at exit velocity of 40 mm/s (Fig. 4.22, A)). However, even
if gel cloggings were amazing and blocked almost the middle of the capillary exit, the
force signal is not impacted enough to be detected. Indeed, the two events showed by
the purple arrows are the gel clogging expulsions and both forces signals do not stand out
from the signal noise.

Figure 4.22: A) Force and velocity signal of the extrusion of ALG4 in CaCl20.5M with a glass cap-
illary of 500µm. Purple arrows point out gel clogging expulsions. B) A corresponding example of
gel clogging defect on an extrudate is observed post-extrusion. Scale bar: 200µm.

The gel clogging defect is quite inconsistent with the velocity range at which it appears.
Indeed, it is assumed that, at high velocity, calcium ions may not diffuse inside the cap-
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illary. However, they reach the internal die wall probably through singular die exit defect
area which constitutes an ion entrance point and thus a gel nucleation point.

4.4 Conclusion

Sodium alginate solutions were chosen to be our model system to study the extrusion
instability and harness our experimental set-up before using it with collagen solutions.
First, we studied the extrusion of alginate in the absence of binding ions. Two character-
istic instabilities already reported for polymer melt extrusions were observed and quan-
tified: the sharkskin perturbing the extrudate surface and the helical instability which
disturbed the extrudate volume. We proved that the die characteristic dimensions had
an influence on the second one which was assumed to affect the whole pipe flow. Those
observations had never been reported before in the case of polymer solutions.

In the second study, we extruded alginate solutions in a bath containing calcium ions.
Quite surprinsingly, instabilities were observed such as the highly periodic striations on
threads surface or the gel clogging which appeared at high velocities. Indeed, in the
presence of divalent ions, the gelation of alginate occured and several phenomena could
appear at the same time: calcium ions diffusion, alginate network formation, syneresis
etc, making the results interpretation more complicated. Several potential mechanisms
were anyway described but further experiments were needed to better understand those
unique instabilities.

Finally, according to our initial idea, we attempted to transpose results obtained for algi-
nate solutions to collagen ones. We have succeeded in reproducing helical distorsion on
collagen threads. This last result offer interesting prospects for providing a tendon-like
structure to our collagen threads, akin the "crimp".
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Chapter 5

Preparation and characterization of
collagen scaffolds

“In every job that must be done,
there is an element of fun.”

Mary Poppins in Mary Poppins

Abstract
In this chapter, we first tested the reproducibility of collagen type I extrusion while changing the
stock solution batch. We then assessed the ionic strength influence of the extrusion bath on the
collagen thread stability and structure ageing. Based on several criteria, this study allowed us to
select a single condition that was used to analyze the effect of collagen solution concentration. As a
complementary experiment and to study the benefits of their added properties, collagen-alginate
mixtures were extruded and the resulting threads were compared with the pure collagen ones.
Finally, in view of cell culture experiments, the stability of the collagen based threads in culture
medium was characterized
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The collagen-based threads have been studied as a function of several parameters as
the time, fibrillogenesis buffers, material nature and concentration and extrusion velocity.
We have characterized each thread from the nanometric to the sample scale by using dif-
ferent techniques. The mechanical properties of the threads that were assessed by tensile
testing methods and have already been described in Chapter 2 (2.1.3 p 69). In this chapter
we first present the other techniques techniques of characterization that were used, their
underlying principles, as well as our main results.

5.1 Threads structure characterization techniques

Two main categories of structure characterization techniques have been used: those
involving photon radiation and those involving electron radiation. The first category al-
lowed us to characterize the collagen 3D organization and distribution inside the threads.
Electron microscopy techniques have revealed the topography of the threads, the inner
structure at the nanometric scale and have allowed us to measure the diameter of the fib-
rils and to verify their integrity. Combining those two types of techniques, we determined
the most advantageous threads for the project according to the different physicochemical
conditions.

5.1.1 Photonic microscopies

5.1.1.1 Optical (bright field) and polarized microscopies

Optical bright field microscopy is used to observe the threads evolution and stability as
a function of several parameters (maturation time, concentration, buffer etc). It allows
us to gather informations about their structural shape at the thread scale. Polarized light
microscopy is performed to assess qualitatively the main orientation of collagen inside
the threads.

Bright field

A light wave is an electromagnetic wave, which is composed of an electric field
−→
E and

a magnetic field
−→
B (Fig. 5.1). These fields are perpendicular to each other and in a plane

perpendicular to the direction of propagation: the wave plane. The polarization of a wave

is characterized by the direction of
−→
E . For natural lighting, the vector

−→
E varies randomly

over time, and so, this light is not polarized.

Linear polarization

When the direction of
−→
E remains constant in the wave plane, the polarization is linear. In

a (Oxy) coordinates system (Fig. 5.1), the vector
−→
E is written as:

−→
E = Ex

−→ex +Ey
−→ey

If α is the angle between the axis (Ox) and the vector
−→
E , it is then expressed as:{

Ex = E0cos(α)cos(ωt )

Ey = E0si n(α)cos(ωt )

Elliptical polarization
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Figure 5.1: Scheme of a linearly polarized sinusoidal electromagnetic wave travelling in the pos-

itive x-direction.
−→
E and

−→
B are the electric and the magnetic fields respectively of the light wave,

which propagates at the celerity c. (From: https://www.miniphysics.com/, "Electromagnetic
Spectrum and Sinusoidal EM Plane Waves")

In the case of elliptical polarization, the tip of the vector
−→
E describes an ellipse in the

wave plane. If a and b are the two half-axes of the ellipse, the ellipticity is then defined by:
tan(ψ) = b/a.

The ellipse is said to be "right" if the tip of
−→
E turns clockwise and "left" if it rotates in the

trigonometric direction. The components of
−→
E are given by:{

Ex = E0acos(ωt )

Ey = E0εbsi n(ωt )

with ε = ±1.
If the major axis of the ellipse has an angle α with the axis (Ox) we have:{

Ex = E0(acos(α)cos(ωt )−εbsi n(α)si n(ωt ))

Ey = E0(asi n(α)cos(ωt )+εbcos(α)si n(ωt ))

Circular polarization

Circular polarization is a special case of elliptic polarization. It is obtained when a = b, we
thus have: {

Ex = E0acos(ωt )

Ey = E0εacos(ωt )

Microscope parameters: All threads observations were performed on a Nikon Eclipse E600L
microscope equipped with a digital camera DXM 1200 CCD. The samples were placed
horizontally between two crossed polarizers. Between them, a collagen thread with an
isotropic structure will appear black whereas if it has an anisotropic organized structure,
it will be revealed colored and textured . This is due to the birefringence of the collagen.

Birefringence

In an isotropic material, the light propagates at the same velocity in all directions of space.
The medium can therefore be characterized by a unique refractive index n, defined by the
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relation n = c/v , where c is the light celerity in the vacuum and v the light propagation
velocity in the medium.
The birefringence of a medium results from its anisotropy. Here, we focus only on an
uniaxial anisotropy. Such a medium can not be characterized only by a single index of
refraction. The ellipsoid of the indices is defined by its surface composed of three axes:
no , the ordinary index (along (Ox) and (Oy) axes) and the extraordinary index ne (Fig. 5.2).
In a positive uniaxial medium, we have: ne > no .

Figure 5.2: Index ellipsoid for a positive uniaxial medium: no and ne are the respective ordinary
and extraordinary index where ne > no leading to the ellipsoid.

The birefringence is determined by placing this medium between two crossed polarizers
at 45˚. The first polarizer selects linearly the incident light in a given direction. In the
absence of a sample (or in the presence of an isotropic sample), the analyzer (second
polarizer) oriented at 90˚avoids the transmission of this light, causing an extinction. In the
case of birefringent material, it is possible to decompose the propagating light into two
components along the axes of the index ellipsoid. The transmitted light (at the analyzer
output) is the combination of those two components and has an intensity I′ given by:

I′ = Isi n2(2α)si n2(
πδ

λ
)

with: I the incident light intensity (at the polarizer input); α the angle formed between
the polarizer and ne ; δ the delay between the two parallel vibration components of the
polarizer and the analyzer; and λ the light wavelength.

The path delay δ defined as δ =∆n × e (with a the medium thickness) is a function of the
anisotropic medium traversed. The variations of the intensity at a sample point depend
on the single parameter α. The transmitted intensity is maximum for values of α= ± π/4
and is minimal or equal to zero for α= ± π/2. We can quantify the birefringence through
the subtraction of the two index: ∆n = ne −no . The birefringence is therefore positive
when ne > no , which means that the light propagation velocity (v = c/n) is greater along
the ordinary axis of the ellipsoid.
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In practice, when an anisotropic material is observed under a polarized light microscope,
the rotation of the sample plate will vary the angle α. In the case of type I collagen, its
extraordinary index occurs in the axial direction of both fibrils and the molecule itself.

Sample preparation and observations parameters

All samples were put in optical observation chambers in which several drops of extru-
sion buffer were added to keep the samples in wet conditions at room temperature. The
threads diameters were measured over two weeks for stability analysis. For polarized light
microscopy observations, a wave plate (λ) was sometimes added between the crossed
polarizers in order to change the linearly polarized light into circularly polarized light.
This operation made easier the observations of collagen molecules orientation despite
the thickness of the threads.

5.1.1.2 Second Harmonic Generation (SHG) Microscopy

With the two first optical techniques, we can easily quantify the threads stability over
time and have an idea about the collagen orientation inside the thread. However, it is
not precise enough to observe the possible structural changes and organization at the
collagen molecule scale. To do so, more advanced and sophisticated techniques must
be used such as the Second Harmonic Generation (SHG) microscopy [1]. This technique
presents a much better axial resolution than the polarized light microscopy and allows to
image the texture of the collagen-based threads in 3D. Two contrast modes are used on
the same focal volume: SHG and 2PEF (two photon excited fluorescence).

5.1.1.2.1 Principle

Multiphoton microscopy uses non-linear interactions between light and matter as a source
of contrast. SHG is a coherent process which consists in the conversion of an intense
pulse laser source of frequency ω into its harmonic at 2ω, by the generation of 1 single
photon at 2ω from 2 photons at ω [2]. This process is not very effective and requires fo-
cusing the energy by using femtosecond pulses. This increases the signal intensity while
maintaining an average power compatible with biological samples. The signal intensity is
then proportional to the square of the density of the molecules generating the harmonic
response.

SHG process is due to the oscillation of polarizable electrons at the molecular scale and
to the electric field of induced dipoles that will interfere at the macromolecular scale. The
three-dimensional organization of the molecules in the focal volume is thus important
for obtaining an SHG signal.
The interaction of an electromagnetic wave with a molecular bond or a single molecule
induces the oscillation of an electron of this molecule. The potential of the excited elec-
tron evolves in the same way as the one of a harmonic oscillator according to the Lorentz
model. Thus the frequency at which this electron oscillates is equal to that of the excita-
tion wave (Rayleigh scattering, Fig. 5.3, a). In reality, the potential is not exactly parabolic,
which leads to the generation of harmonics (Fig. 5.3, b). In the case of symmetric poten-
tial, only the uneven multiple harmonics of the exciter wavelength are generated. This is
why, a centro-symmetric molecule can not create a SHG signal.

146



CHAPTER 5. PREPARATION AND CHARACTERIZATION OF COLLAGEN
SCAFFOLDS

Figure 5.3: Excitation of molecules with a radiation of frequency ω. a) While exciting a symmetri-
cal molecule, the frequency of the excitation radiations are equal to that of the scattered radiation:
this is the Rayleigh scattering. b) If the molecule is non-centrosymmetric, we have both Rayleigh
scattering and harmonic scattering (double frequency radiation: 2ω) at high excitation intensity.
b1. If two non-centrosymmetric molecules are parallel, we have constructive interferences of the
radiations at the double frequency 2ω. b2. On the contrary, for two non-centrosymmetric antipar-
allel molecules, the radiation is in phase opposition and there is then destructive interference with
zero scattering intensity. The scattered intensity thus varies quadratically with the number of par-
allel non-centrosymmetric molecules. (Adapted from [3]

The polarization ~p is then given by the relation:

~p = α
−→
E +β−→E ·−→E +γ−→E ·−→E ·−→E + ...

where α is the linear polarizability, β and γ the first and second order hyperpolarizabilities

and
−→
E , the electric field is written as:

−→
E =

−→
E 0 e−iωt + cc

with ω the wave pulsation and cc the complex conjugate.

If two non-centrosymmetric molecules, separated by a small distance (< λ : incident
wavelength), are aligned parallel in the same direction, the generated harmonic radia-
tions are the same for the two molecules. The polarization of order 2 which is identical
for the two molecules is given by:

~p(2)(2ω) = β
−→
E (ω) ·−→E (ω)

Thus, these harmonic radiations interfere constructively and the total field is twice that
of a single dipole (Fig. 5.3, b1). Since the scattered intensity is the square of the total
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field, the intensity is 4 times greater than that obtained in the case of a single molecule.
However, if the polarities of the molecules are opposite, destructive interference occurs
resulting in zero signal (Fig. 5.3, b2).

5.1.1.2.2 Origin of the collagen SHG signal

The collagen SHG signal comes from the peptide bonds at the molecular level. As pre-
viously described, SHG is sensitive to non-centrosymmetric molecules assemblies. The
collagen molecule, due to the alignment of its numerous peptide bonds (Fig. 5.4 a), b)
top) , has a non-negligible first hyperpolarizability (Fig. 5.4 b) bottom).

Figure 5.4: Schemes of: a) a peptide bond which is responsible for the SHG signal of the collagen
molecule [4]. In fact, this bond acts as an electric dipole (arrow). b) Top: The origin of the SHG
signal in collagen is related to the hyperpolarizability β of the peptide bonds present in each col-
lagen helix. Bottom: Thus, the SHG signal will depend on the organization of these bonds in the
excitation volume, therefore, of the 3D organization of the triple helices. The triple helix has C∞
symmetry. Adapted from [5]

Because of its three α-helices, collagen has C3 symmetry, but to simplify, it is considered
as a C∞ symmetry. The compactness and stiffness of the triple helix ensure that a large
number of harmonophores (peptide bonds) are well aligned along the molecular axis,
which allows the coherent built-up of SHG signal. Moreover, the coherent addition of
the second harmonic signal of each triple helix within a fibril leads to an important SHG
signal of the fibrillar collagen.
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5.1.1.2.3 Polarization-resolved Second Harmonic Microscopy

In order to assess the three-dimensional mean orientation of collagen in the threads, we
used polarization-resolved SHG. This further technique allows determining the orienta-
tion of the collagen helices in the excitation volume (Fig. 5.5 a), b)).

Figure 5.5: The polarization-resolved SHG consists in exciting the sample with a linearly polarized
beam which angle θ is changed. a. Schematic representation of the experimental setup. The
polarization angle θ of the excitation is controlled by two achromatic wave plates. The excitation
field Eω is focused through an objective. The second harmonic radiation is detected forward with a
condenser (Numerical Aperture NA ' 1) and the 2PEF signal backwards through the focusing lens.
b. Area focus of the excitation volume. The black arrow gives the mean orientation of the triple
helices present in the excitation volume. (x, y, z) is the corresponding reference with the x-axis
in the mean direction of the triple helices. c. Top: (XYZ) is the laboratory coordinates reference
frame. The incident polarization Eω is represented by the red arrow and is assumed to be located
in the plane of the image (XY). c. Bottom: Example of SHG intensity polarimetric diagram related
to the orientation of collagen molecules within the focal volume. Adapted from [5]

It consists in exciting the sample with a linearly polarized field but whose orientation θ in
the focal plane is changing. It is then possible to plot the SHG intensity as a function of θ
(Fig. 5.5 c). Several structure characteristics can be deduced from this function:

– The triple helices average orientation in the image plane, which is represented by
the black arrow (Fig. 5.5 b)

– The mean SHG intensity which depends on the triple helices density and organiza-
tion.

– The triple helix orientation disorder which is given by a parameter ρ which corre-
sponds to the square root of the ratio of the detected intensities for, respectively,
an incident polarization parallel to the triple helices direction and a perpendicular
one.

Theory

The SHG response of a medium is characterized by its second order nonlinear suscepti-
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bility tensor χ(2), related to the the polarizability P2ω to the incident electric field Eω by:

P(2ω)
i = χ(2)

i j k Eωj Eωk

where i, j and k correspond to the directions x, y and z. The triple helices of collagen are
assumed to be aligned along x in the excitation volume with a minimal disorder. Assum-
ing that the triple helices have cylindrical symmetry and by applying Kleinman symmetry
[6], only seven tensor components are nonzero and take only two different values:

χxxxand χxzz = χzxz = χy x y = χzzx = χy y x

The susceptibility tensor χ corresponds to the averaging of the hyperpolarizability tensor
β in the focal volume. This implies that the polarizability at the harmonic frequency 2ω is
then written: 

P(2ω)
x = χ(2)

xxxE2
x +χ(2)

x y y E2
y +χ(2)

x y y E2
z

P(2ω)
y = 2χ(2)

xx y ExEy

P(2ω)
z = 2χ(2)

xx y ExEz

If (X, Y, Z) is the laboratory reference frame, the mean orientation of the triple helices can
be fully described with the polarϕ and azimuthψ angles (Fig. 5.6) . In the following figure
5.6, the two angles are represented as follows:

Figure 5.6: The two angles ϕ and ψ describe the orientation of the collagen molecules in the ex-
citation volume: the orientation in the plane of the image ϕ; and the out-of-plane orientation
given by ψ, which can be measured from two parameters: the mean SHG intensity Imean and the
anisotropy parameter ρ.

whereϕ is the triple helix orientation in the image plane (XY) and is directly measured by
polarization-resolved measurements; and where ψ is the off-plane angle.

For polarization-resolved SHG (P-SHG) measurements, the incident electric field is per-
pendicular to the propagation direction Z of the light in the laboratory reference frame
(XYZ), with an angle θ with respect to the X axis. Thus its components are: EωX = E0cos(θ);
EωY = E0si n(θ);EωZ = 0

The total SHG intensity I2ω is then calculated by transposing the susceptibility tensor of
the triple helix (xyz) coordinates system to the laboratory reference frame (XYZ). Indeed,
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the symmetries are legitimate in the reference of the triple helix but it is necessary to
express the incident electric field in the laboratory reference frame. The triple helices
are not necessarily in the focal plane and the total SHG intensity is written as:

I2ω(θ) = cos2(ψ)A(ψ) · cos[4(θ−ϕ)]+B(ψ) · cos[2(θ−ϕ)]+C(ψ)

where A(ψ), B(ψ) and C(ψ) are directly related to the components of the susceptibility
tensor in the frame (XYZ) and can be expressed as a function of the susceptibility compo-
nents of the triple helices in the (xyz); andψ the off-plane angle of their mean orientation.

Finally, we can extract three quantitative parameters from this total SHG intensity (mea-
sured for different excitation angles), which will allow us to obtain a variety of informa-
tions on the 3D orientation of the triple helices.

– the orientation ϕ of the triple helix projections in the image plane (XY)
– the mean SHG intensity Imean , which is directly connected to the angleψ in the first

order by: Imean ∝ cos2(ψ). If the triple helices are in the plane of the image, the
signal is more intense than if they are perpendicular to this plane.

– and, the anisotropy parameter ρ, which quantifies the "disorder" within the focal

volume. It is related to the SHG intensity by: ρ =
√

(I(θ)/I(θ+ π
2 ).

5.1.1.2.4 Experimental system

The second harmonic imaging was carried out at the Ecole Polytechnique in the Labo-
ratory of Optics and Biosciences by Guillaume Ducourthial (Post Doctoral researcher un-
der the supervision of Marie-Claire Schanne-Klein,(CNRS) with a laser scanning micro-
scope as already presented in the figure 5.5. The excitation is provided by a femto-second
titanium-sapphire laser (Mai-Tai, Spectra-Physics) set at 860nm (2.60W). A circular po-
larization was used to image all the structures independently from their orientation in
the focal plane or a linear polarization was used for P-SHG. The collagen threads imaging
was performed using a 20x 0.95 NA objective with lateral resolution of 0.6 µm and an axial
resolution of 3.5 µm. For P-SHG experiments, SHG and two-photon excited fluorescence
(2PEF) are detected in three channels equipped with photomultiplier Tubes (P25PC, Elec-
tron tubes) and spectral filters:

– Forward SHG: transmission (1 Semrock 680SP + 1 Semrock 720SP + 1 Semrock 427/10)
– Backward: 2PEF (1 GG5 + 2 Semrock 680SP)
– Backward SHG: epidetection (1 Semrock 680SP + 1 Semrock 720SP + 1 Semrock

427/10)
The polarization was changed from 0˚to 360 ˚with a 10˚step.
For the imaging of collagen threads with cells, second harmonic generation was coupled
with fluorescence in order to detect both SHG signal of collagen and fluorescence of cells.
To do so, the different signals are detected in three channels (CH) equipped with photo-
multiplier tubes (P25PC, Electron tubes) and spectral filters:

– Forward: SHG (1 Semrock 680SP + 1 Semrock 720SP + 1 Interferential Filter Semrock
FF01-427/10)

– Backward: Alexa (2 Semrock 680SP + Alexa 488 Filter + dichroic Filter),
– Backward: DAPI (1 Semrock 680SP + 1 Semrock 720SP + DAPI filter + dichroic Filter)

Fine plane by plane images sampling was performed every microns over the first 50µm
from the thread surface and then, every 10µm until reaching the thread center. At least
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two areas were observed in order to check the sample structure homogeneity. The 3D
image reconstructions were done with Imaris software.

5.1.1.2.5 Sample preparation

Samples without cells were kept in their fibrillogenesis buffer. When cultured with cells,
the threads were first fixed in paraformaldehyde 4% (PBS 1X). Then, for both conditions,
they were put in an observation chamber composed of round cover glass sides separated
with two Teflon torus shaped spacers (thickness of 225 µm). Few drops of PBS 1X were
added in the chamber to keep the sample in wet conditions and avoid its drying.

5.1.2 Electron microscopies

Electron microscopy is based on the same principle as optical microscopy, except that
the radiation used comes from electrons and not from photons (Fig. 5.7). The low wave-
length of this radiation, which is of the order of the picometer (10−12 meter), allows us
to reach an atomic-level resolution. In the following section, two types of electron mi-
crosopies used in our work are described: scanning (SEM) and transmisson (TEM).

Figure 5.7: Schemes of optical and electron microscopes: The sample is illuminated by a source
(photons or electrons). Several lenses (optical or magnetic) allow to focus the beam. For opti-
cal and transmission electron microscopy (TEM), the beam passes through the sample, which is
observed by transmission. For scanning electron microscopy, the electrons of the focused beam
interact with the sample atoms leading to the emission of secondary electrons very close to the
specimen surface. Those electrons are then detected. An example of photos obtained on our sam-
ples is given for each technique. (From https://microbiologyinfo.com, "Differences between
Light Microscope and Electron Microscope")
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5.1.2.1 Scanning Electron microscopy (SEM)

Scanning Electron Microscopy is based on electron-matter interactions. It allows high-
resolution images of the sample surface.

5.1.2.1.1 Principle

The main components of a Scanning Electron Microscope are: an electron source (gun)
and a high voltage device, a column under a secondary vacuum, a set of electronic lenses
to obtain a fine beam, a turntable for the installation of the samples, an electron detector
coupled to a signal amplifier and finally an image display system (Fig. 5.7 right).

The interactions between the sample and the incident beam electrons are of different
natures and induce several emissions, summarized in Figure 5.8. In this work, only the
secondary electronic emissions will be of interest.

Figure 5.8: Electron-matter interaction volume scheme. (From: http://gems-inclusions.com
"Scanning electron microscopy")

Secondary electron emissions are generally caused by inelastic scattering between pri-
mary electrons of the beam and those of the sample. These electrons have low energy (5
to 50 eV max) and the associated volume of interaction is about few nm3. When an inci-
dent electron interacts with the electrons of an atom of the sample, it emerges with a loss
of energy. A secondary electron is then emitted and the atom is ionized by the ejection
of the latter. The secondary electrons are weakly bound to the conduction band. An inci-
dent electron can cause the ejection of several secondary electrons, but their low energy
causes only those near the surface (less than 10 nm) to emerge from the sample. They give
a characteristic image of the surface since a topographic change will modify the number
of secondary electrons emitted, useful for the visualization of the topography.

The backscattered electrons correspond to the primary electrons re-emitted after having
undergone elastic shocks with the nuclei of the atoms as well as inelastic shocks with the
orbital electrons. They have an energy close to the primary electrons (up to 50eV) and an
associated interaction volume of 0.5 to 1 µm3 . This volume is closely related to the op-
erating conditions. The backscattered electronic emission is sensitive to the topography
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of the sample but also to its chemical composition (elements with high atomic numbers
appear more clear). However, the contrast of the topography remains predominant and
the differences in gray levels due to the chemical composition will only be perceived for
perfectly flat samples. Thus, they provide information on the chemical composition of
the sample.

X-ray photon is emitted when a primary electron, colliding with an atom, ejects an elec-
tron from an inner layer. The latter is replaced by an electron of a higher layer and thus a
photon whose energy is equal to the difference of the levels of electronic energy is emit-
ted. The associated volume of interaction is of the order of µm3 Quantitative chemical
analysis of the sample is possible by using this type of interaction.

5.1.2.1.2 Sample preparation and observation system

All threads were fixed using 3.63 % glutaraldehyde in a cacodylate/saccharose buffer (0.05
M/0.3 M, pH 7.4) for 1 hour at 4˚C. Following fixation, samples were washed three times
in a cacodylate/saccharose buffer (0.05 M/0.3 M, pH 7.4) and dehydrated through succes-
sive ethanol baths with increasing concentrations from 70% to 100% alcohol. Thereafter,
samples were dried at the carbon dioxide critical point and gold sputtered (20 nm) for
analysis. Samples were observed with Hitachi S-3400N SEM operating at 10 kV.

5.1.2.2 Transmission Electron microscopy (TEM)

Transmission Electron Microscopy allows to image ultrafine cross-sections of the sam-
ples. With this technique, we obtain very local information about the collagen organiza-
tion inside threads at the nanometric scale.

5.1.2.2.1 Principle

A transmission electron microscope is composed of several parts: the source from which
the electrons are emitted, condenser lens which focus the source beam, an objective stage
where the image of the sample is formed and finally a projection area where the image of
the sample is enlarged. The entire column is under a high vacuum (Fig. 5.7 middle). The
different parts are detailed:

The electrons are emitted from the canon by heating a filament of metal which corre-
sponds to the cathode. The extraction can be carried out by heating the metal to a tem-
perature close to its melting temperature (2400 ˚C. for tungsten): this is a thermoionic
emission. The electrons emitted by the gun are used by the lenses to create the electronic
probe. The axis of the lenses is parallel to the path of the electrons and allows to focus
them. The focal length of the lenses is related to the ampere-turns numbers of the coil.
Thus, by varying the current which passes through the coil, the focal distance of the lens
can be modified and the magnetic field is produced. The coils are often made of soft
iron elements in order to increase the magnetic field. The electromagnetic lenses are di-
rectly used to focus the beam on the sample after passing the electrons through a field
diaphragm.

The electron beam then passes through the sample where various electron-matter inter-
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actions occur as previously described. There are the elastic (energy-free) and the inelastic
interactions. In this case, when the electrons interact with the sample atoms, they lose
energy. They will be more or less absorbed and diffracted. The resolution is limited by
the optical aberrations which come essentially from the objective lens. The three main
types of aberrations encountered are the following: defocusing, astigmatism and spher-
ical aberrations. The final image is formed on a screen associated with a CCD camera
which allows to image the sample section.

5.1.2.2.2 Sample preparation and observation system

Collagen threads with or without cells were fixed as described above. After fixation, sam-
ples were postfixed with 2% osmium tetroxide in cacodylate/saccharose buffer solution.
They were washed in cacodylate/saccharose solution, dehydrated in successive ethanol
baths (from 50˚to 100˚), and finally embedded in araldite. Embedded samples were sec-
tioned on an Ultracut Reichert Jung. Thin sections (0.5 µm) were stained with toluidine
blue and observed on a Nikon Eclipse E600Pol microscope equipped with a 40x (0.65 NA)
objective and a DXM 1200 CCD camera. As biological samples are essentially formed by
light atom, they little interact with electrons. Thus, in order to observe biological samples
such as collagen, it may be useful to contrast them with heavy metals such as uranyl ac-
etate. For this purpose, the ultrathin sections (70 nm) were contrasted with uranyl acetate
and observed on a transmission electron microscope FEI Tecnai spirit G2 operating at 120
kV. Images were recorded on a CCD Camera (Orius Gatan 832 digital).

5.1.3 Differential Scanning Calorimetry (DSC)

The differential scanning calorimetry (DSC) technique allows characterizing the sta-
bility of the material by measuring the heat exchanges between the sample to be studied
and a reference (here: air). Several physical quantities can then be extracted from those
exchanges analysis: the glass transition (Tg ), melting (Tm) and crystallization (Tc ) temper-
atures; or the reaction enthalpies to assess the degree of crosslinking of certain polymers.

In our case, while heating the sample at a constant speed, conformation changes and
thermal denaturation of the collagen molecules may occur. DSC measures the enthalpy
(∆H) resulting from the conformational changes induced by the temperature rise.

Collagen can indeed be more or less organized and structured in the threads and thus, the
more stable the molecules, the higher the melting temperature.

Experimental set-up and parameters

The thermograms of the collagen-based threads were recorded using a DSC Q20 (Ther-
moAnalytic) device. Since the denaturation of collagen is irreversible, the threads are
subjected to only one cycle of temperature rise and decrease. For this, samples of 2cm
length were cut before measurement and placed in hermetic aluminum capsules. They
were then transferred to the DSC device and stabilized for 5 minutes at 20˚C. Then, the
temperature was increased up to 90˚C at a speed of 5˚C/min. For each condition, at least
3 samples were analyzed. Each sample was previously weighed to determine the mass
rate of heat flow during denaturation processes.
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5.2 Collagen batch quality criterion

One collagen purification of almost 30-40 rat tail tendons leads to a collagen volume
of about 2 liters at 2-4 mg/mL. As we extruded dense collagen solutions of concentration
range between 15 and 60 mg/mL, we "consumed" large quantities of the dilute stock solu-
tion to be concentrated. As a consequence, several collagen batches were needed to cover
the totality of the different studies. It was thus necessary to verify the reproducibility of
the extrusion for different batches. Figure 5.9 shows the results obtained for extrusion of
3 different collagen batches. First, batches A and B at 60 mg/mL were extruded with ex-
actly the same parameters and buffer conditions. The two threads (Fig. 5.9 A1, B1) look
very similar: they are straight and their surface and volume are homogenous. Then, the
same experiment was performed between batches A and C (60mg/mL) (Fig. 5.9 A2,C2).
In this case, the morphology difference is obvious: on the right, "thread C" displays non-
homogeneous areas, which are more or less transparent and seem to reveal severe extru-
sion disturbance. On the contrary, "thread A" is still straight and homogeneous.

Figure 5.9: Collagen threads observed post-extrusion. Different batches (A,B,C) are tested and
compared: Condition 1: PBS 10x, D=650µm; Condition 2: PBS 5X, D=390µm. A and B collagen
threads show similar morphologies. A and C collagen threads are different: C displays perturba-
tions at the surface and inside. Symbols refer to the corresponding rheological measurements.
Black scale bars are 200µm

Remark: one collagen batch serves for several users. For example, batch A was used for
cornea or wound project. While using batch C, some users observed also different behav-
iors. In their case, they have to form collagen disks or sheets. However, with batch C, the
collagen spreading was not a homogeneous manner and it was not possible to produce
regular matrices. This kind of batch was considered as "bad" batch and the batch A as a
"good" one.

As extrusion technique is very sensitive to this difference, we can rapidly conclude if a
batch is good or not. However, we wanted to go further and find a physical criterion to
quantify the batch quality after its purification. As the spreading of collagen was different,
and the extrudate disturbed, the idea was that the rheological behaviors varied from one
batch to another.
Since large quantities of collagen were needed during rheological measurements. In order
to use small volumes, we performed the tests with collagen solutions at 5mg/mL rather
than at high concentration with the smallest geometry available. Seven batches were an-
alyzed and their respective concentrations were verified by hydroxyproline titration so as
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to have the same for all. The results are presented in figure 5.10:

Figure 5.10: Viscosity as a function of the shear rate for: left: seven collagen batches at 5mg/mL.
Two groups (1, 2) of batches can be distinguished corresponding to the "good" and "bad" respec-
tively; right: Gobeaux PhD thesis results [7] for collagen at 4.9 mg/mL.

From Gobeaux PhD thesis rheological analysis [7], "plateau" viscosity η0 of about 0.18 Pa.s
is found for collagen solution at 4.9 mg/mL. Based on this result, we can set a viscosity
threshold and distinguish two groups of batches: 1) η0 around 0.2 Pa.s and 2) η0 > 0.8
Pa.s. The previous batches A and B tested by extrusion are in the region 1 whereas C is
in the region 2. Therefore, C has a higher viscosity than the bathes A and B. For the same
velocity (thus the same shear rate), rheological behaviors are different. For example, at γ̇
around 2-3 s−1, batches of A and B are in the newtonian region whereas batch C exhibits
shear-thinning behaviors.

By measuring viscosity at low concentration, we can already assess the quality of the col-
lagen batch. It is assumed that several parameters as the rat age, race, or the purification
process may impact the quality of a batch. But for now, no clear origin of those difference
arises from this rheological characterization.

5.3 Fibrillogenesis buffer (Ionic strength) effect

The aim of this first study is to determine the best conditions to induce a stable sol-gel
transition while preserving the alignment of the molecules and obtaining the best me-
chanical properties. For this purpose, 8 extrusion buffers of different ionic strength from
150 mM to 1.65 M are tested. They are used for the extrusion and during the ageing of
the collagen threads. Therefore, all along this study, we narrow down the conditions to
determine those giving threads of optimized characteristics.
The results of the present study are presented in the following article. Briefly, collagen
solutions at 60 mg/mL were extruded at a constant exit speed of 3.4 cm/s in order to form
threads of homogeneous diameter. The extrusion solution was varied to assess the effect
of the ionic strength. It was the only parameter to be changed. One of the eight buffers
led to collagen threads that fulfilled the majority of the requirements: extrusion charac-
teristics, fibrillogenesis, storage stability and mechanical properties.
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Abstract
A home-made set up built to extrude dense and highly viscous solutions was used to extrude
60 mg/mL acidic collagen solutions into meters of regular threads. Out of an analysis of eight
different extruding and fibrillogenesis buffers, we have pinned down a condition (PBS 5X) in
which the diameter of the extruded thread was stable throughout extrusion, fibrillogenesis and
storage. In this condition, the threads observed between cross-polarizers show good anisotropy
suggesting that the majority of collagen fibrils are aligned parallel to the thread axis. Trans-
mission and scanning electron microscopy reveal the 67 nm ”D” period of the fibrils, whose
diameters are around 20 and 80 nm. The threads present a Young modulus of 1.66 ± 0.45 MPa
and an ultimate tensile strength of 0.33 ± 0.08 MPa without the use of any cross-linkers or
dehydration process, thus under conditions mimicking physiological ones.

Key words: Extrusion, Dense Collagen, Ionic Strength, Maturation.
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1 Introduction
Tendons can present chronic or acute injuries
due to intrinsic or external factors which
can also be combined [25]. The etiology of
tendinopathies is indeed often recognized as
being multifactorial [36],[45],[28] with causes
including work and sports activities, drugs
[21], age and biomechanical imbalance[25].
Spontaneous regeneration is limited due to
a poor vascularization and a low number of
cells. Treatments can be conservative, sur-
gical, or both, with or without rehabilitation
programs[36],[22],[34],[1]. Surgical treatments
go from sutures to insertion of metallic im-
plants or grafts, which can be auto, xeno or
allografts. Synthetic grafts made of polyester
(Dacron R©), polytetrafluoroethylene (PTFE
or Teflon R©)[33], silicone rubber[42],
polypropylene (Marlex R© mesh)[6], polyethy-
lene teraphtalate (PET, devices Orthotape R©
and Orthocoupler R©)[26],[3] are also used.
Depending on the system, more or less
promising physiological results were obtained
with, in some cases, no re-rupture occurrence
observed at the level of the graft consolida-
tion. Alongside with those synthetic grafts,
grafts made out of biopolymers are also being
developed with in mind the goal to mimic as
well as possible the biochemistry and three-
dimensional organization of tendon in order
to optimize the biocompatibility (i.e. absence
of immune rejection or toxicity[23], proper
host-response[2], promotion of cell adherence,
proliferation and differentiation). Tendons
and ligaments belong to connective tissues
that are characterized by the extra-cellular
matrices (ECM) in which cells are embed-
ded. The ECM is composed of many bio-
chemical components such as collagens, non-
collagen proteins, and proteoglycans[46],[32].

In tendon, collagens reach a concentration of
60-85% of the dry weight of the tissue[32],
collagen I being the major structuring bio-
component. Tendons and ligaments are orga-
nized in a hierarchical manner from collagen
I molecules to fascicles [4]. Molecules, fibrils
and fascicles are aligned in a preferred ori-
entation in relation to the function of those
tissues. For instance, excised rat-tail tendons
present an overall alignment of the bundles
along the tendon axis. This is clearly seen by
cross-polarized optical microscopy. They also
reveal units, ranging from 10 to 100 µm, of
alternating oblique orientations to the tendon
axis. The repetition of those units, referred
to as ”crimp” [27],[10], is a highly compliant
element and was suggested to be a natural
shock-absorber[40]. Elaborations of tendon-
like scaffolds are inspired by this hierarchical
construct and this anisotropy [29],[41]. An-
other important characteristic of tendons is
their mechanical properties defined by the
Young moduli, the ultimate tensile strength
(UTS) and the strain at break as assessed
along their longitudinal axis. Those vary from
0.5 to 1.9 GPa for the Young moduli and from
50 to 120 MPa for the UTS [19],[16]. Such
values have not been yet achieved with wet
simple extruded collagen-based thread scaf-
folds, with highest values obtained around 46
MPa for Young Modulus and 766 MPa for
UTS with dehydration and stretching steps
([8],[18], [31], [11]). Higher values reaching
766 MPa and 110 MPa for Young modu-
lus and UTS respectively are only achieved
when chemical cross-linkers are being applied
([8],[18], [31], [11]). Thus future develop-
ments of scaffolds for tendon augmentation,
and even more so for tendon replacements,
will need to achieve higher mechanical prop-
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erties. Indeed, the better the tendon struc-
tural characteristics and mechanical proper-
ties will be approached, the better the scaf-
fold will resist solicitations and promote cell
differentiation[38]. In order to address this
subject, we made use of the lyotropic prop-
erties of acidic-collagen I solutions (i.e: col-
lagen molecules self-organize into liquid crys-
tal phases as soon as a critical concentration
in collagen is reached)[12],[13]. These liquid
crystals can be stabilized thanks to a pH in-
crease to create organized fibrillar scaffolds.
The pH increase triggers the fibrils forma-
tion while preserving the long-range liquid-
crystalline organization[14]. We combined
this approach with an extrusion process to
generate high-density, anisotropic, collagen
threads. Using a homemade extruding ap-
paratus, we focused on determining the best
conditions to induce a stable sol-gel transi-
tion while preserving the alignment of the
molecules and achieving optimal mechanical
properties.

2 Material and Methods

Collagen type I preparation

Type I collagen was purified from young Wis-
tar or Sprague-Dawley rat tail tendons as
previously described[37]. Extracted tendons
were washed several times with phosphate-
buffered saline (PBS) to remove blood and
fat traces. They were subsequently soaked
and washed in 4 M NaCl solution to remove
cells. Finally, tendons were extensively rinsed
again with PBS and solubilized in 0.5 M acetic
acid. After successive and selective precipita-
tions, respectively at 0.3 M and 0.6 M NaCl,
the final collagen I pellets were solubilized in
500 mM acetic acid and thoroughly dialyzed
against the same solvent to completely remove

salt content. The solutions were kept at 4◦C
and centrifuged at 41,000xg (Beckman Coul-
ter J26-XP) for 4 h before use. Sample purity
was assessed by SDS-PAGE electrophoresis.
Collagen concentration was determined from
the acidic solution by titrating the amount
of hydroxyproline. Collagen solutions were
concentrated using centrifugal filtration units
(Vivaspin R©, Sartorius, with a 100kD cutoff)
spun at 3000xg, 10◦C, until reaching the de-
sired final concentrations (60 mg/mL). Solu-
tions were then placed in 1 mL syringes and
degassed by centrifugation at 3000xg for 30
min at 10◦C.

Extrusion of dense collagen solu-
tions

The home-made extrusion set-up, schema-
tized in Figure 1, was built to allow in-sight
visualization, (ii) application of great forces
compatible with highly viscous solutions, (iii)
precise monitoring of the extrusion speed and
buffer exchange during extrusion. Briefly, a 1
mL syringe, filled with a 60 mg/mL collagen
solution in 500 mM acetic acid, was mounted
with a 23-gauge (inner diameter of 390 µm)
blunt stainless-steel needle, and loaded verti-
cally. A motorized stage was used to bring
down a rod in contact with the syringe pis-
ton and to impose its speed. The extruded
fluid velocity was about 50 mm/s. The col-
lecting cuvette was filled with the fibrillogen-
esis buffer (pH 7.4). At the blunt needle exit,
extruded threads, plunging into the fibrilloge-
nesis buffer, were observed and followed by an
optical through-hole mounting. Prior to their
use, the threads were kept and left for mat-
uration in fibrillogenesis buffer at room tem-
perature for 2 weeks under gentle agitation to
prevent their sticking together.
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Figure 1: Extruding homemade experimental set up. A syringe (Terumo R©) of 1 mL contains
the collagen solution to be extruded. It has an inner diameter Dp equal to the piston diameter
of 4.45 mm. Stainless steel blunt needles (Terumo R©) of 390 or 650 µm inner diameters D,
respectively 23G and 20G, are set at the syringe end. A steel rod is clamped to a stepping
motorized stage, which imposes a velocity vp ranging from 0 to 2000 µm/s. The average output
velocity V is calculated as follows: V = vp× (Dp

D
)2. In order to apply the same shear condition

for different inner diameters, the output velocity must be the same. The collagen solutions are
extruded at V=50 ± 2 mm/s. A steel structure holds the syringe with its needle as well as an
optical glass cell (Hellma R©) containing the extrusion bath. Holes are drilled to create optical
windows. The whole set-up is put inside a temperature-controlled enclosure. The extrusion bath
can be removed at any time during the process to collect the extruded thread, while keeping the
syringe in place. A quasi-parallel beam is created with a light source (S) limited by a diaphragm
placed at the focal length of a convergent lens. The light beam illuminates the glass cell and the
extrusion flow is followed thanks to a video camera equipped with a macro-objective and placed
on the other side. Acquisition speeds of 600 frames/s can be reached. This optical system allows
us to obtain extrusion images of a high contrast level as shown in Figure 2AB.

Several fibrillogenesis buffers were tested
with ionic strengths ranging from 0.15 M to
1.65 M (Table 1). For each buffer, the pH was
adjusted prior to use to pH 7.4 with HCl or

NaOH solutions depending on the initial pH
measured. The same buffer was used for the
extrusion and the maturation. Ionic strength
was calculated by taking into account all the
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ions present in the solution according to the
equation

n∑

i=0
ciz

2
i

, where ci is the molar concentration of each
ion and zi the charge of that ion, assuming
ideal solution.

Table 1: Fibrillogenesis buffers and collagen threads diameters evolution upon ageing

Maturation

Collagen threads (60 mg/mL in collagen),
were kept over two weeks at room tempera-
ture in the different buffers listed in Table 1.
Their diameters D were measured along the
maturation process. We define the swelling
ratio as Q = D/D0 where D0 is the inner
diameter of the needle. D is measured and

plotted over time. Standard Deviation of this
ratio was calculated by:

∆( D
D0

) =
√

(∆D
D0

)2 + (D∆D0

(D0)2 )2

where ∆D and ∆D0 are the respective stan-
dard deviation of the thread diameter and the
needle inner diameter measurements.
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Microscopy analysis

For optical analysis, threads were put in a
homemade thin glass-chamber filled with fib-
rillogenesis buffer to prevent dehydration dur-
ing observation. Polarized light microscopy
was performed using a transmission Nikon
Eclipse E600 Pol, equipped with crossed po-
larizers and a Nikon DXM 1200CCD cam-
era. For electron microscopy analysis, all sam-
ples were fixed using 3.63% glutaraldehyde in
a cacodylate/saccharose buffer (0.05 M/0.3
M, pH 7.4) for 1 hour at 4◦C. For scan-
ning electron microscopy (SEM), the sam-
ples were then washed three times in a ca-
codylate/saccharose buffer (0.05 M/0.3 M,
pH 7.4) and dehydrated through successive
increasing concentration ethanol baths from
70% to 100% alcohol. Thereafter, sam-
ples were dried at the carbon dioxide crit-
ical point and gold sputtered (20 nm) for
analysis. Samples were observed at 200M,
1kM, 5kM and 30kM with a Hitachi S-3400N
SEM operating at 8 kV with a probe cur-
rent around 95 µA. For transmission elec-
tron microscopy (TEM), samples were post-
fixed with 2% osmium tetroxide in cacody-
late/saccharose buffer solution, washed in ca-
codylate/saccharose solution, dehydrated in
successive ethanol baths (from 50◦ to 100◦),
and finally embedded in araldite. Embed-
ded samples were sectioned on an Ultracut
Reichert Jung as already described [37]. 500
µm thin sections were stained with tolüıdine
blue and observed on a Nikon Eclipse E600Pol
microscope equipped with a 40x/0.65 NA ob-
jective and a DXM 1200 CCD camera. 70 nm
ultrathin sections were contrasted with uranyl
acetate and observed on a transmission elec-
tron microscope FEI Tecnai spirit G2 operat-
ing at 120 kV. Images were recorded on a CCD

Camera (Orius Gatan 832 digital) at 4.4kM
and 15kM.

Mechanical tests

Mechanical tests were performed using a
BOSE R© ElectroForce R© 3200 Series II Test
Instrument. Specimens were attached to the
stainless steel crossheads by gluing each ex-
tremity with cyanoacrylate adhesive drop.
Sample and crossheads were immersed in
a glass Petri dish filled with fibrillogenesis
buffer at room temperature. The threads
diameter, D was determined by optical mi-
croscopy assuming full cylindrical symmetry.
Mechanical loading of the thread was achieved
by driving one crosshead at a constant veloc-
ity of 0.1 mm per second with a stepping mo-
tor (0.1-micron steps). The loading force F
was measured with a 220 g load cell. We de-
fined the nominal tensile stress as σ = 4F

πD2 .
The nominal strain is defined as e = (L–L0)/
L0, where L is the distance between the glue
points and L0 the initial length. All measure-
ments were performed up to the specimens
rupture. The resulting stress-strain curves
were plotted and analyzed. At least 4 dif-
ferent threads were tested for each condition.

3 Results

Since the goal of our work was to find the
best conditions to synthesize dense colla-
gen threads that would be stable over time,
present anisotropic organization of collagen
fibrils and have the highest mechanical prop-
erties, we have, all along our work, narrowed
down the conditions to determine those giving
threads of optimized characteristics.
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Extrusion and Maturation

All threads look similar at the time of the ex-
trusion in all buffers (Figure 2; Figure SI-1).
Their surfaces present a ”shark-skin” rough-
ness, characteristic of so-called viscoelastic
fluids (Larson, Denn). The roughness ampli-
tude is of the order of 20 µm for a thread di-
ameter of 710 µm (2.8%) as measured on Fig-
ure 2A. Noticeably, within experimental error
and after averaging the shark-skin roughness,
the swelling ratio Q, measured just down-
stream of the die exit (the so called die swell,
of mere viscoelastic origin ??) remains close to
1. Figure 2 illustrates the threads synthesized

using buffer 1, 7 and 8 as visualized during
extrusion (Fig. 2A,B) thanks to the optical
system, and after the two weeks of matura-
tion under polarized light (C) and in between
crossed polarizers (D). We see that, depend-
ing on the buffer, the thread diameters evolve
differently. No changes are observed in con-
dition 7, while swelling and shrinkage are re-
spectively observed in conditions 1 and 8. In
Figure 2D, threads are positioned at nearly
45◦ to both polarizers. They appear homoge-
neously bright along the thread axis. In the
case of condition 1, the bright signal concerns
only the central part of the thread.
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Figure 2: 60 mg/ml collagen thread extrusion and maturation. Figure 2A,B shows the threads
extrusions in extrusion buffers 1, 7 and 8. Figure 2A corresponds to the extrusion through a
650 µm inner diameter needle in condition 1, while Figure 2B corresponds to extrusion in the
three buffers through needle of 390 µm inner diameter. A sharkskin pattern is observed on all
threads, although it less pronounced in condition 8. Figure 2C shows the threads after the two
weeks of maturation in the respective extrusion buffers. We observe the increase and shrinkage
in diameters of threads extruded in condition 1 and 8 respectively, while the diameter of the
threads in condition 7 does not evolve. The thread extruded and matured in buffer 1 shows a
core shell profile, the core being denser than the shell. Figure 2C, show the matured threads
as seen in between cross-polarizers (crossed arrowed) and at around 45◦ from both polarizers.
We see that in all the three conditions, the threads appear very bright indicating an overall
alignment of the molecules. For the thread made in buffer 1, only the core shows birefringence.
The shell, delineated as seen the inset appears dark and remains invisible. This suggests a loss
of molecular orientation along the thread axis..
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Figure 3A shows the evolution of the
threads diameter over time during the mat-
uration process for all buffers and Figure 3B
shows the plot of the long term swelling ra-
tio Q, here of osmotic nature, in function of
the ionic strength. The former show that di-
ameters evolve over 10 days and then reach a
plateau. The latter reveals three groups of be-

haviors. For the first one, consisting in a clus-
ter of conditions 1 to 6, we observe a swelling
of the threads and find a Q > 1. For the sec-
ond one, consisting in buffer 7, the diameters
remain constant over time, with a ratio Q = 1.
Finally for the third one, buffer 8, we observe
a shrinkage of the collagen thread diameter
(Q < 1). Data are summarized in Table 1.

Figure 3: Evolution of thread diameters upon maturation for the different buffers. After extru-
sion, the threads are left into the buffers for two weeks for a maturation process. The diameters
of the thread have been measured regularly along the two weeks. We see that depending on the
buffer some thread see their diameter increasing some decreasing. In condition 7 the diameter
remains relatively stable throughout the two weeks period..

At this stage, we chose to focalize only on
conditions 1, as representative of the cluster
of conditions 1 to 6, as well as condition 7 and
8.

Structural characterization

Figure 4 shows the external morphology and
ultrastructures of threads obtained with fib-
rillogenesis buffers 1, 7 and 8 as seen by SEM.
At low magnifications (200M, 1kM, 5 kM, top
three lines), we observe the overall charac-
teristics of the threads. In condition 1 (A),

threads present an outskirt of large ”hairs”
while, in condition 8 (C), threads present a
smooth shell with hills and valleys with, lo-
cally some cracks revealing the internal ul-
trastructure. In condition 7 (B), the threads
are rather smooth with a few “hairs” stick-
ing here and there. At higher magnifications
(bottom line), in condition 1, we see large ('
560 nm) linear fibers or bunches of compact
fibrils ('150 nm) on top of more tortuous fib-
rils (' 70 nm). The fibers present a large
striation of '180 nm and sub-striations of ap-
proximatively 67 nm. In condition 8, we ob-
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serve a smooth top shell under which linear
fibers and fibrils (approximatively 150 nm di-
ameter can be seen. The fibers present large
striations of varied length and a sub striation
of 67 nm. Clear helical fibers are also seen. In
condition 7, densely packed wavy fibrils with
diameters of 100 nm in average are seen with

the 67 nm cross-striation. The fibrils are fused
in a more or less wavy pattern. Some larger
striations can also be seen. The measurement
of the diameters are indicated in Table SI-1
together with a scheme of the threads profile
for each group.

Figure 4: Ultrastructure of threads after maturation in buffers 1, 7 and 8 as seen by SEM.
Figure 4A, B, C correspond respectively to threads synthesized in condition 1,7 and 8. The
magnification increases from top to bottom (200M, 1kM, 5kM, 30kM). The cross-striated ap-
pearances of fibrils and fibers are clearly seen at 30kM in all three conditions. In condition
1, a 67nm striation in further integrated in a wider one of 180 nm. In condition 7, the 67
nm striations dominate although curly or wavy undulated fibrils, fused or not, are seen locally,
which wavelength or pitch give yet other repeated distances. In condition 8, the 67 nm striation
is seen both on straight and on helical fibrils.
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Figure 5: Ultrastructure of threads after maturation in buffers 1, 7 and 8 as seen by TEM
(transverse sections). Figure 5A, B, C correspond respectively to threads synthesized in condi-
tion 1, 7 and 8. Top: view at low magnification from the outskirt (when present) to the inner
part of the thread. Bottom: view at higher magnification from the outskirt to the inner part of
the thread. Collagen fibrils appear cut in all directions from longitudinal to transverse, in which
case they appear as dots. In A, the thread presents three different structural characteristics when
going from the outskirt of the thread to the inner part. In B and C the threads present more
homogeneous appearances. In B two types of fibrils are observed, some with greater diameters
than others while in C the fibrils appear homogenous in diameters but with a reduced diameter.

Figure 5 shows the distribution of the fib-
rils as well as their morphology as seen by
transmission electron microscopy (Table 2).

Figure 5A, 5B and 5C, are cross-sections of
threads respectively made in buffer 1, 7 and
8, at low magnification on the top part and
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high magnification on the lower part. The
pictures show view from the external (Ex)
part to the internal part (In) of the threads
as indicated by the side arrows. In 5A, we
see that the thread present very large fibrillar
entities (' 500 nm) on the outmost edge of
the thread. The shell is constituted of large
(' 250 nm) individualized fibers that do not
present any specific alignement. In the core
part, thin fibrils (' 40 nm) are more tightly
packed, most of them being cut perpendicular
to their axis, giving the dotted features on the
photo. Fewer appear cut along their longitu-
dinal axis. Figure 5B shows ultra structure of
a thread made in buffer condition 7. We see a
cohabitation of well defined thick (' 80 nm)
fibrils presenting the 67 nm cross-striation, to-
gether with packages or aggregates of thin fib-
rils (' 20 nm). In the external part, the fibrils
are seen in majority aligned to the longitudi-
nal axis of the thread and thus appear as dots.
In Figure 5C, we observe a section of a thread
made in buffer condition 8. Here, we observe
dense packages (' 200 nm) of small fibrils ('
25 nm) in majority aligned with the axis of
the thread in the external part and more ran-

domly orientated especially in the core. The
measurement of the diameters are indicated
in Table SI-1 together with a scheme of the
threads profile for each group

Mechanical properties

Figure 6 shows the results of the mechanical
tests and the threads after breakage. Figure
6A shows typical stress curves in function of
the strain obtained for the 3 selected condi-
tions 1, 7 and 8. Figure 6B shows typical pro-
file of thread extremities after breakage. Fig-
ure 6C shows Young modulus and Ultimate
Tensile Strength obtained for the three con-
ditions as measured over more than 4 threads
for each of them. We see that the highest me-
chanical properties are obtained for threads
extruded and maturated in PBS5X that ex-
hibit a Young’s modulus of 1.66 ± 0.45 MPa
and an ultimate tensile strength of 0.33 ±
0.08 MPa, while threads synthesized in two
other conditions yield values of 0.30 ± 0.15
MPa and 0.13 ± 0.01 MPa respectively for
the Young modulus and UTS in condition 1
and of 0.88 ± 0.14 MPa and 0.16 ± 0.02 MPa
respectively for condition 8.

12



Figure 6: Mechanical characterization. Figure 6A shows the typical profiles obtained for the
stress-strain curves in the three conditions 1, 7, 8. Figure 6B shows the three threads at the
point of breakage. Note that the breakage end is rather sharp in condition 1, intermediate in
condition 7 and elongated in condition 8. Figure 6C gives Young Modulus and Utimate Tensile
Strength for the three conditions 1, 7 and 8 as measured over 4 threads.

4 Discussion

The main objective of this work was to opti-
mize the synthesis protocol in order to repro-
ducibly obtain, homogeneous, high-density,
anisotropic collagen threads with the best me-
chanical properties, that is high Young mod-
ulus and high UTS. As criteria we have se-
lected: 1) the stability of the thread upon
storage in the fibrillogenesis buffer to avoid
swelling or contraction, 2) the ultrastructure
of the threads, 3) their mechanical properties.

Another figure of merit is the linearity of
the thread. This one can be affected by sev-
eral gross instabilities [9] [9]. It is controlled
both by the extrusion velocity and the nee-

dle diameter. In the present work, we chose
the extrusion speed according to the analy-
sis previously made on alginate samples [30]
so as to limit instabilities. Since threads ex-
truded with D0= 650 µm or 390 µm diame-
ter with adapted extrusion speeds had simi-
lar structural and mechanical properties, we
did most of the present study with a nee-
dle of 390 µm diameter to limit the quan-
tity of collagen used. Noteworthy, diame-
ters around 390 µm make threads easier for
post-production processes (such as weaving),
as compared to collagen threads with simi-
lar properties produced in the other studies,
which diameters range from 50 to 200 µm sys-
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tem [11],[5],[17],[7].

Remarkably, upon extrusion, the threads
presented the same diameter as the inner di-
ameter of the needle with no die swelling ef-
fect, often observed in the case of highly vis-
cous solutions and that can reach up to 2
times the internal diameter of the needle [24].
This observation is puzzling since, even for
a newtonian fluid, die swelling Q = 1.1 [35]
is observed. Gross slip would suppress wall
shear and normal stresses responsible for die
swelling. It is however unlikely since the pres-
ence of shark-skin is indicative of a strong
adhesion of the solution at the wall. At
this stage, one can tentatively suggest that
the strong anisotropy of the collagen solution
could be one factor precluding die swelling.

Regarding the stability of the thread di-
ameter upon fibrillogenesis and storage, Pins
et al. (1997)[31] have shown the importance
of fibril alignment on the mechanical proper-
ties obtained, starting from a 10 mg/ml col-
lagen thread, and using a multistep proce-
dure with two air-drying-rehydration stages,
interspersed by a stretching step of different
spans to align and condense the collagen fib-
rils, and followed or not by chemical cross-
linking. The authors showed that on the final
products, synthesized in the absence of cross-
linking, the linear Young modulus increased
from 1.8 MPa at 0% stretch to 46 MPa at
50% stretch, and UTS from 0.9 MPa to 7
MPa respectively. They made no ultrastruc-
tural study but showed the overall increased
orientation by the increase of birefringence
values. They concluded that collagen fibrils
alignment, within the thread, increased its
mechanical properties. Therefore the stability
of the thread diameter after extrusion, that
is limited swelling or contraction, stood as a

criteria on to select the best conditions. This
stability indeed provided evidence of mainte-
nance over time of collagen density as well as
limited reorganization of collagen fibrils, as a
consequence of the conservation of the shear
induced alignment made by the extrusion.

Now, depending on the buffer we used,
we observed swelling, contraction or stabil-
ity of the thread. This variation in diam-
eter and different structures obtained with
different fibrillogenesis buffers most likely re-
flect the involvement of hydrogen and elec-
trostatic bonding in collagen supramolecular
organizations in our systems. Several stud-
ies on the effect of ionic force and pH in
diluted collagen solutions have already been
reported. The intermolecular space between
triple helices has indeed been negatively cor-
related to the osmotic pressure applied [20].
Wood et al. also reported that increasing
ionic strength between 130 and 310 mM in-
creased fibril width [44]. This increase of fib-
ril diameter was also observed in the case of
collagen solutions at high concentration (100
mg/mL)[14]. Amongst all our conditions, the
threads made in conditions 7 were the least af-
fected upon storage. The overall alignment of
the threads was confirmed by polarized light
microscopy for the three conditions 1, 7 and
8, but was limited to the core of the thread
in condition 1. This showed that, in our case,
the swelling had disturbed the alignment of
the fibrils at the surface of the thread. The
ultra-structural characterization of the differ-
ent threads confirmed the core shell nature
of the thread synthesized in buffer 1. It re-
vealed larger fibrils and wider interspaces in
the external part than the internal. The wide
interspace could potentially be more favorable
to cell invasion. However, the inhomogeneity
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of the thread with the very large aggregated
fibers at its outmost edge, together with the
pronounced difference from external to inter-
nal part, was opposite to the criteria that we
had set. Threads made in condition 7 and 8,
both presented ultra-structure more homoge-
neous than in condition 1. However, in condi-
tion 8, the thread showed a diameter contrac-
tion together with the presence of a crusty and
smooth surface. We believe that this crust
would be unfavorable for cell attachment and
colonization. It may result from an artifact of
SEM preparation although TEM images also
reveal a rather continuous limit of very small
fibrils. In fact, the small diameter of those fib-
rils, smaller than those found in living tissues,
exception made of cornea, may potentially be
problematic. Thus, although we observed two
types of fibrils by TEM and SEM in the case
of condition 7, the otherwise overall homo-
geneity of ultra-structure seemed to be the
most favorable for future development.

The effectiveness of phosphate anion in
changing the rate of fibrillogenesis has been
reported for long [43],[15]. Using pepsin-
treated collagen (4 mg/mL) Hayashi has
shown that, at pH 6.8 with equal concen-
trations of monovalent and divalent ions, the
time length to reach opacity was at a peak for
a concentration around 150 mM phosphate.
In our experiments, the samples in phosphate
buffer 1 were the slowest to opacify taking
up to 1 hour to generate stable and easy to
handle threads. Roughly, the highest was the
ionic strength the fastest the opacification oc-
curred. Compared to buffer conditions 2 to
6, the relatively reduced swelling in buffer 1,
in spite of a lower ionic strength, is in agree-
ment with the model proposed by Mertz et
al. In this model, the divalent phosphate ions

form salt bridges between positively charged
residues on collagen molecules, especially at
low ionic strength below the physiological
values[26]. The opacification occurred more
rapidly in buffer 8 with higher ionic strength
creating a dense and continuous shell of a
network of thin fibrils on the periphery of
the thread. The intermediate situation is ob-
served in the case of buffer 7, which presents
intermediate ionic strength. The fact that the
shark-skin structure observed after extrusion
in all different buffers seems to be preserved
only in buffer 8 may indicate that the fibrilla-
tion occurs more rapidly in this condition. In
the case of buffers 1 and 7, the larger fibrils
observed inside the core reflect molecular re-
organization and thus a slower fibrillogenesis
process than in buffer 8 which only gives rise
to thin fibrils. Still, at pH 6, the precipitation
was first retarded from 130 to 230 mM then
accelerated again at 310 mM. Our study high-
lights phenomena at play in dense collagen
solutions moreover constrained in cylindrical
geometries, and the possible role of kinet-
ics formation in the final structures obtained.
Furthermore, the probable specific binding ef-
fect of phosphate anions, already observed at
low collagen concentrations, seems to be con-
firmed at higher concentrations in our system.

Uquillas et al. (2011) showed that the
variation of PBS concentration, in the buffers
used to trigger fibrillogenesis, induced an in-
crease of UTS and Young’s modulus for PBS
1X, 5X and 10X compared to PBS 0.5X [39].
This compares pretty well with our results
except for PBS10X for which we find a de-
crease of mechanical properties. They also
reported an effect of the time left in the fibril-
logenesis buffer on the mechanical properties
of their scaffolds: after 12 hours incubation in
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PBS 1X, the UTS and Young’s modulus were
around 0.4-0.5 MPa for both, and reached 1.2
MPa for UTS and 6 MPa for Young’s modulus
after 96h. Beside, they showed using SAXS
that the D-bands characteristic of fibrillary
collagen was present after 12 hours incuba-
tion in PBS 1X but not in PBS 10X, and that
this pattern disappeared after 96h incubation
in PBS 1X. In our case, although the thread
diameters evolved over four days before reach-
ing stabilization, after two weeks of matura-
tion, the fibrils constituting the threads still
showed cross-striations indicating good and
stable fibrillogenesis in our three selected con-
ditions (1, 7 and 8).

Concerning the mechanical properties in
our systems, the highest Young’s modulus
(1.66 ± 0.45 MPa) was obtained with condi-
tion 7 compared to conditions 1 and 8 (0.30 ±
0.15 MPa and 0.90 ± 0.17 MPa respectively).
This value may seem rather low compared to
other reported scaffolds. For instance, Corn-
well et al. (2007) measured Young’s modulus
around 4 MPa and UTS around 1.5 MPa [7].
However, these values were obtained on 10
mg/mL collagen threads that were air-dried
and then soaked again in PBS[34]. Kato et
al. (1989)[18] and Dunn et al. (1993)[11]
had already obtained threads made with the
same initial collagen concentration and in a
similar fibrillogenesis buffer as Cornwell and
coworkers. A modulus of 13.2 MPa on threads
that had been rinsed in alcohol, air-dried then
rewet in PBS was reported[18]. The measured
UTS ranged between 16 MPa and 2.4 approx-
imately, with a decrease for larger thread di-
ameters [11] [18], in accordance with Cornwell
et al. results [7]. The good mechanical val-
ues they report are likely resulting from en-
hanced fibril alignment and density due to

thread diameter contraction induced by the
dehydration processes. However, the authors
did not report any ultrastructural study to
assess the alignment of the fibers. Using a
similar process as Pins et al. (1997)[31] but
starting with a 5 mg/mL collagen solution ex-
truded in an initial polyethylene glycol solu-
tion (20% PEG MW 8000, in 94 mM sodium
phosphate dibasic and 24 mM sodium phos-
phate monobasic), followed by dehydration
in 70% isopropanol and drying, Cavallaro et
al. (1994)[5] measured UTS around 1.2 MPa,
with well aligned collagen fibers. By com-
parison, in our present work, the use of con-
centrated collagen solutions enables reaching
moduli in the same MPa range in the ab-
sence of any crosslinking, air-drying and de-
hydration. Thus, our process still leaves pos-
sibilities to further reinforce the mechanical
properties by applying further treatments as
air-drying or chemical cross-linking or further
bottom-up post-processing like braiding Fi-
nally, the stress-strain curve shapes and the
different profiles adopted by the three types
of threads after rupture, also indicate a bet-
ter behavior of thread synthetized in condi-
tion 7. Indeed, in case of buffer 1, the thread
breaks with a sharp fracture area, whereas in
case of buffer 8, the crack propagates through
a sliding mode, with fiber-like tips being vis-
ible at both ends after breakage. This mode
of ductile rupture corresponds to the plateau
observed in the stress-strain curve with con-
stant stress over a large range of strain. In
the case of condition 7, although no clear be-
havior arises from the stress-strain curve, the
tip profile with several sharp breaks observed
at different positions along the longitudinal
axis, would be in favor with a multistep rup-
ture. Thread in condition 7 thus present more
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favorable behaviors, in between threads syn-
thetized in condition 1 and 8.

5 Conclusion
The home-made set up build to extrude dense
and highly viscous collagen solutions enabled
us to extrude regular threads over meters for
collagen at 60 mg/mL. Through the analysis
of different buffers, we have selected a condi-
tion (PBS 5X) in which the diameter of the
extruded solution was preserved during fibril-
logenesis and storage. ”67 nm” cross-striated
collagen fibrils with two diameters (80 and 20

nm) were generated, the majority of which
were aligned parallel to the thread axis. How-
ever, some fibrils appear misaligned to this
axis and up to a 90◦ deviation. This some-
how disorganization may contribute to the
mechanical strength of the threads by block-
ing the preferential sliding direction along the
thread axis. The threads synthesized in this
condition present a Young modulus of 1.66 ±
0.45 MPa and an ultimate tensile strength of
0.33 ± 0.08 MPa without the use of any cross-
linkers or any drying step. We suggest those
threads to be good candidate for tendon re-
pair trials.
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Table 2: S-I: Diameters and striations of fibrillar entities in threads synthesized in condition
1, 7 and 8.

Supplementary information

Figure 7: Extrusion of collagen solutions through a 650 µm inner diameter needle in the first
6 buffer conditions as listed in Table 1. Bottom: higher magnification. The threads present a
shark-skin like appearance and their diameter is equivalent to that of the inner diameter of the
extruding needle.
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CHAPTER 5. PREPARATION AND CHARACTERIZATION OF COLLAGEN
SCAFFOLDS

5.4 Pure collagen vs collagen/alginate mixtures threads
study

From the previous study, the threads with the best results are extruded in PBS5X. This
condition is then our gold standard and we can explore other parameters as the collagen
concentration and the ageing time. In this study, collagen concentration varies from 15 to
60 mg/mL. The threads are analyzed from characteristics at extrusion to their mechanical
properties. Then, we produce hybrid threads composed of alginate and collagen and do
the analysis to compare the two systems.

Extrusion parameters choice: in the study on the effect of buffers on fibrillogenesis, the
output velocity was: v=50 mm/s. This speed was chosen from alginate extrusion experi-
ments. Indeed, as several unintended instabilities were observed in the presence of cross-
linking ions at low throughput, we decided to transpose those results to the collagen and
work at high throughput to avoid threads bulk distorsions. We thus produced regular col-
lagen threads and studied the influence of the ionic strength. In the current study, it was
quite difficult to extrude the lowest concentration at this velocity range. Indeed, extru-
sion of such solution resulted in pieces of irregular "threads" of few millimeters. There-
fore, the output velocity was reduced to v= 3.4 mm/s for which all concentrations lead
to useable threads. Of course, we checked that this decrease did not induce huge mor-
phology or structural changes on collagen threads at 60 mg/mL before beginning the
concentration impact study. As collagen solutions at 60 mg/mL extruded in PBS 5X at
50mm/s and 3.4mm/s presented the same stability and structural morphologies (SEM,
TEM, SHG), we use the new velocity v = 3.4 mm/s and kept the same previous needle di-
ameter (D=390µm) for the whole following works.

5.4.1 Pure collagen threads of different concentrations

Three different concentrations were tested. In this part, A, B and C designate collagen
threads at 15, 30 and 60 mg/mL respectively .

5.4.1.1 Extrusion and maturation

The collagen threads were observed from the beginning of their formation and during
their ageing in the fibrillogenesis buffer. The results obtained with different techniques
are presented in Figure 5.11.

During the extrusion, the collagen solution flow is steady and homogeneous (Fig. 5.11
Top). However, at 30 (B) and 60 (C) mg/mL, a surface irregularity is observed. By optical
view (Fig. 5.11 middle), it is clear that the threads have different diameters: A > B > C. This
will be quantified in the following part. They exhibit regular shapes even if some rough-
ness appears for B and C. The thread at 15 mg/mL (A) is quite transparent and smooth. At
30 mg/mL, the thread is transparent and presents a periodic roughness of almost 25 µm
depth. At 60 mg/mL, the thread is more opaque and its surface is textured by a pattern
of 10 µm height. This surface pattern is due to the sharkskin instability already observed
at 60mg/mL in the previous study (5.3 p 157). It is not observed at 15 mg/mL as to reach
the shear-shinning region of this condition, the extrusion velocity must be considerably
increased. In fact, the imposed shear rate is about 4.5 s−1 in our experiments. If we take
a look on the viscosity plot as a function of the shear rates given in Gobeaux et al. work,
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([8] 3.6 p 94) at ·γ = 4.5 s−1, collagen solutions at 30 and 60 mg/mL are in the strong shear-
thinning region whereas the solution at 15 mg/mL is almost at the end of the newtonian
region.

During observation by polarized light microscopy (Fig. 5.11 bottom), threads are po-
sitioned at nearly 45˚to both polarizers. They appear homogeneously bright along the
thread axis. The birefringence signal is higher while increasing collagen concentration.
For the lowest one, the thread is almost not visible (A). For threads B and C, a central part
is observed, although this might be due to the cylindrical geometry. Their inner structure
seems to be aligned along the thread axis.
The threads A, B and C exhibit both regular shapes even if some roughness appears for B
and C. Their inner structure seem to be aligned along the thread axis for B and C.

Figure 5.11: Collagen threads observed by different techniques at different concentrations. On the
left, collagen thread at 15mg/mL (A). During the extrusion, the collagen flow is homogeneous and
the thread seems to be smooth. It is confirmed by optical microscopy. At 30 and 60mg/mL (B and
C), a pattern at the thread surface is observed during the extrusion. It is also visible by optical view
where a regular roughness appears. Bottom: Polarized light microscopy technique: birefringence
signal is visible for 30 and 60 mg/mL. The inner collagen organization seem to be aligned along
the thread axis. Scale bars are 100µm
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5.4.1.1.1 Diameter stability

The collagen threads diameter was measured over 2 weeks by optical microscopy to
assess their ageing evolution in the fibrillogenesis buffer (PBS 5X) chosen from the previ-
ous study. The results are presented in Figure 5.12 showing the plot of the ratio D/D0.

Figure 5.12: Evolution of collagen threads diameter over time. The ratio of the measured thread
diameter D and the inner diameter of the needle was plotted as a function of the time (day). Dash-
lines represent the diameter evolution trend. Optical microscopy images of collagen threads after
14 days of ageing in PBS 5X, at A) 15mg/mL; B) 30mg/mL and C) 60mg/mL

For collagen threads A and B, the ratio D/D0 increases almost from 1 to 1.3 during the first
two days. From the third day, D/D0 remains constant in both cases. For collagen thread
C, the diameter ratio is equal to 1 and remains constant even after 2 weeks.

5.4.1.1.2 Surface analysis

The threads topography was observed by scanning electron microscopy (SEM) over
time. The results are shown in Figure 5.13.

At day 1, SEM shows that the thread A surface is quite smooth while B exhibits more
pleated patterns aligned in the thread axis. For C, we observe the same pattern, which
now appears constituted by "ball of wool" made of collagen fibrils (Fig. 5.13 C). After two
weeks in PBS 5X, B and C surface morphology do not differ much from day 1. For the
lowest concentration, fibrillar structures are revealed. Those are smaller than those con-
stituting the "ball of wool" of thread C.

These observations are in good agreement with the results obtained with optical tech-
niques (Fig. 5.11 p 181). Thread A is quite smooth compared to B and C. The sharkskin
surface instability seems to lead to those "ball of wool" of collagen fibrils for thread C.
This perturbation is lower for threads B and A resulting only in more or less pronounced
pleated. The fibrillar structures are larger for C than A that suggests a different fibrilloge-
nesis kinetic.
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Figure 5.13: SEM images of threads surface at A) 15mg/mL, B) 30mg/mL, C) 60mg/mL at day 1
and 14. A appears quite smooth compared to B and C where a more pronounced roughness is
observed.

5.4.1.2 Structural characterization

5.4.1.2.1 Fibrils characterization

Figure 5.14 shows the distribution of the fibrils as well as their morphology as seen
by transmission electron microscopy (TEM) after 2 weeks in PBS 5X. Figure 5.14 A, B and
C, are cross-sections of threads respectively made of collagen at 15, 30, 60 mg/mL at low
magnification on the top part and at high magnification on the lower part. The pictures
show view of threads center areas.

In all threads, fibrils presenting the 67 nm cross-striation are observed and their diameter
is about 40-60 nm. Their length is greater for A and C and can reach almost 1µm and seem
smaller in the thread B. For thread A (low magnification), the fibrils population is smaller
per unit area than threads B and C. Indeed, as A has less collagen material (low concen-
tration) and swells during ageing, collagen fibrils are more disconnected from each other.
On top images, for threads A and B, most of the fibrils are cut perpendicular to their axis,
giving the dotted features and fewer appear cut along their longitudinal axis. For thread
C, both populations are observed.

The concentration effect is observed by TEM on threads centers, where the fibrils popu-
lation appears smaller while decreasing the concentration. Fibrils are well aligned in the
thread axis, which suggests that extrusion process tends to align them along the longi-
tudinal thread axis. For the highest concentration, a transverse fibrils population is also
observed.
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Figure 5.14: Ultrastructure of threads after 2 weeks of maturation in PBS 5X as seen by TEM (trans-
verse sections). Figure A, B, C correspond respectively to collagen threads at concentrations 15, 30
and 60mg/mL. Top: view at low magnification of a center threads region. Bottom: view at higher
magnification from near region. Collagen fibrils appear cut in all directions from longitudinal to
transverse, in which case they appear as dots.

5.4.1.2.2 Collagen fibrils organization and orientation

Second Harmonic Generation microscopy (SHG) and Polarization-resolved SHG (P-
SHG) were performed on the collagen threads at different concentrations as a function of
time. We first present the results obtained after 2 weeks of ageing in PBS 5X (Fig. 5.15) and
detail those obtained at previous times if differences are revealed.
At lower magnification, SHG intensity is homogeneous in every direction for thread A. In
the case of thread B, a texture (black striations) is observed within a distance of approx-
imately 50µm from the surface. This shell is radially organized as it is observed on both
"sides". The thread center is homogeneous. The same structure is observed for thread
C, with more pronounced striking features, and a size of about 100µm. All those obser-
vations suggest that more concentrated collagen threads have a shell-core structure and
that the one with the lowest concentration is homogeneous. This is in good agreement
with polarized light microscopy previous observations, for which some doubts about the
origin of this core structure arose.
P-SHG enables to calculate the anisotropy paramter ρ and the orientation φ of collagen
in the image plane as previously explained, and thus to assess the micrometer scale dis-
order in the collagen fibril distribution. In the anisotropy "map" (Fig. 5.15), ρ is constant
over the thread because the thread appears as a uniform medium for all conditions. The
values of the anisotropy parameter is almost the same for the three concentrations and is
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Figure 5.15: TOP: SHG imaging of collagen threads at a.15 mg/mL, b. 30 mg/mL and c. 60mg/
mL in the center transverse thread planes. The threads are placed vertically and their borders are
visible on each side (left and right) of the images. Scale bar: 100µm. P-SHG imaging a.1., b.1., c.1 :
zoomed-in images taken in the yellow squared areas respectively in a., b., c. BOTTOM: images of
P-SHG analysis of the anisotropy parameter (a.2, b.2, c.2) and the orientation ϕ of collagen in the
image plane (a.3, b.3, c.3) Scale bar: 10µm.

equal in the superficial area to 1.34, 1.56 and 1.45 for respectively A, B and C. The same
experiments were performed on native rat-tail tendons by Gusachenko et al. [9]. They
found anisotropy parameters of about 1.40 ± 0.03 on the surface. Our results are almost
in the same range, which may indicate that the collagen fibrils organization in the threads
is close to those of tendons. Moreover, in our case, we observe that this parameter de-
creases, while going from the thread surface to its center (1.27, 1.52 and 1.40 are the ρ
values at the center for A, B and C). This decrease is presumably an artefact due to diat-
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tenuation.

The collagen fibrils orientation was also obtained by P-SHG measurements on regions of
interest. Figure 5.15 (bottom) displays the resulting color maps obtained in the threads
center transverse planes in the region close to the surface ("left side" in this example), as
shown by the yellow squares on the top images. For the thread A, the fibrils orientation is
the same in all directions, which means that it is isotropic. For threads B and C, ϕ varies
abruptly from the textured shell to the core: from −60 ˚to +50˚for B and −70 ˚to +70˚for C.
The same measurements were done at the thread "center-center" and at the other surface
side for B. The results are shown in Figure 5.16.

Figure 5.16: SHG imaging and P-SHG areas (colored) of surfaces and middle regions at the threads
center transverse sections for B: 30mg/mL and C: 60mg/mL. Schemes of collagen fibril orientation
ϕ are given to help to visualize the radial organization. Scale bar: 50µm.

Sharp angles variations are observed from the shell-core interfaces to the thread center.
The angles changes are lower for thread B than C. The collagen fibrils orientation has
radial symmetry. The resulting angles maps look like "ear of corn" patterns at interfaces.
The mean orientation follows the thread longitudinal axis. Those complex organization
may come from the sharkskin instability. Indeed, only threads B and C exhibit this pattern
during extrusion. It means that strong strains are applied at the singular die exit and may
lead to this collagen fibrils orientation difference between the shell (high strains) and the
core. Moreover, as collagen fibrillogenesis at the thread surface occurs more rapidly for
higher concentration, the matrix is "frozen" in the high strains state and can not relax.
It might explain the ϕ angle amplitude, which is higher for C. Other parameters as the
swelling of B can also be considered to understand those observations.

Remark 1: Ageing time influence
At day 1, collagen threads A and C have the same structure as presented at day 14. Only
some collagen fibrillar structures at the surface were larger at day 14, these results being
similar with those as observed by SEM (5.13 p 183). However, at day 1, the shell-core
structure was not observed for thread B as shown on figure 5.17.
The sharp striated patterns of the shell are not visible by SHG. Surprisingly, while looking
at the P-SHG measurements ofϕ angle at day 1, the interface between shell and core, and
visible at day 14, matches an angle orientation difference (blue and red, the interface be-
ing represented by a yellow dashed line). It indicates that collagen is already oriented and
during fibrillogenesis/ageing phase, this orientation becomes visible at a higher scale.
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Figure 5.17: SHG and P-SHG imaging of collagen thread at 30mg/mL (B) at day 1. It is already
possible to see the different orientations in the core/shell regions even if it is not visible on SHG
image as in the case of 60mg/mL (C). Yellow dashed line is an eye guideline to show the core/shell
interface. Scale bar: 10µm.

Remark 2: "Ball of wool" and 3D imaging
By SHG technique, it is also possible to do 3D imaging of the threads. This kind of plane-
by-plane acquisition (each 5µm) takes typically 1 to 2 hours. We give here an example of
3D imaging of a collagen thread at 60 mg/mL after 2 weeks in PBS 5X. At the outer surface,
the famous "ball of wool" of collagen fibrils is clearly seen (Fig. 5.18, top left 1) as already
observed by SEM (5.13 p 183).

Figure 5.18: SHG images of collagen threads at 60 mg/mL after 2 weeks in PBS 5X. Images 1 and
2 correspond to the depths indicated by the arrowheads. The cross section was obtained by 3D
reconstruction.

In this example, it is noticed that several concentric "layers" are revealed at the thread
center depth (Fig. 5.18, top right 2). With the 3D reconstruction, we can observe the
cross-section thread organization (Fig. 5.18). The main shell-core interface is visible and
there, the SHG signal seems to be lower. If we come back to the scheme of thread C (Fig.
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5.16 p 186, right), blue arrows were put on this area of about 10 µm, corresponding to
the fact that ϕ is equal to 40-50 ˚between the shell and the core. From these two facts, we
assumed that this small area may be a depletion area or a region where collagen molecules
are mainly "antiparallel" leading to decreased SHG signal. Further TEM investigations
must be done to assess the fibrils size and repartition between the surface, the shell and
the core of the threads.

Remark 3: discarded condition
Unfortunately, as collagen thread at 15 mg/mL was difficult to handle, we decided to re-
move it for the mechanical characterization as it is obviously too weak for tendon repair
applications.

5.4.2 Collagen/alginate threads

Hybrid collagen-alginate threads were made in order to combine the two systems and
take benefit from both of them. In fact, in chapter 1 we reported the advantages of algi-
nate (1.2.4 p 27), which can be degraded and thus created some porosity, and which also
has non adhesive properties, both interesting characteristics in the view of tendon repair.
On the other hand, as we already have presented it, collagen is the main component of
connective tissues. The extrusions were performed in chloride calcium 1M to induce the
gelation of alginate. The pH of this bath solution is about 6-7.

5.4.2.1 Ratio choice

This kind of mixtures is not easy to achieve due to proteins and polysaccharides in-
teractions, phase separation and precipitation that may occur leading to heterogeneous
systems. In order to ease the task, we produce collagen-alginate threads with effective
total material quantity similar to pure collagen of 30 milligrams per milliliter and with ex-
actly same extrusion parameters. Several ratios (2.2.3.2 p 84) are tested and the resulting
flow extrusion and threads are presented in Figure 5.19.

During extrusion, at ratios 1:1 (coll:alg) and 2:1, tortuous opaque domains are visible
while the rest of the mixture solution is transparent. At ratio 5:1, the whole extrudate
seems to be more homogeneous. Regarding the thread diameter uniformity, ratio 2:1 is
clearly not straight and material is not well distributed inside the thread. By polarized
light microscopy, the birefringence differences are more obvious. At ratio 1:1, very bright
and dark regions alternates sharply, which means that some regions are rich and other
poor in collagen. The material distribution is not homogeneous. For the thread at ratio
2:1, bright domain is homogeneous over a larger period. At ratio 5:1, birefringence signal
is less intense but more homogeneous over the whole thread. Finally, while changing the
extrusion buffer (CaCl2 1M) for few minutes by PBS 1X, threads at ratios 1:1 and 2:1 begin
to disintegrate and ratio 5:1 remain quite stable.
According to these results, we assume that the best condition for the further study is the
collagen:alginate ratio 5:1.
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Figure 5.19: Collagen:alginate threads at ratios: 1:1, 2:1, 5:1, observed by different techniques. On
the left, real-time observations during the extrusion. Right: bright field views. Bottom: Polarized
light microscopy images between two crossed polarizers at 45 ˚. Scale bar are 250µm.

5.4.2.2 Structural characterization

Some plugs appear once in a while and disturb the solution flow extrusion. Therefore,
we use needle diameter of D=460µm and increase the piston velocity in order to have
output velocity of v = 3.4 mm/s and thus the same shear rate as for collagen threads at 30
mg/mL.

Surface analysis

The topography of collagen-alginate (5:1) thread and pure ALG4 thread as control
were observed by SEM. In Figure 5.20, ALG4 thread surface appears smooth. For the
mixed thread, the surface also appears smooth, but some small aggregated structures are
observed on it. A higher magnification, we can see the difference between the smooth
(right) surface and those aggregates. As those structures are not observed for pure algi-
nate, it is assumed that they might be made of collagen.
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Figure 5.20: SEM imaging of pure ALG4 (control) and collagen:alginate (5:1) threads. Both thread
surface are smooth, but some aggregates are observed on the hybrid thread.

Microstructural organization

As for pure collagen at 30 mg/mL, microstructural organization was assessed by TEM
and SHG techniques. In Figure 5.21, TEM images of two hybrid thread areas are shown.
On the left, straight and abrupt transitions between two populations are observed. A pop-
ulation (1) composed of a network of small strands (length about 60-70nm) is enclosed
between two similar areas (2), which are very concentrated and compact. At high magnifi-
cation, this second population seems to be composed of thin "hair"-like structures (width
of 5-6 nm) that are quite aligned with the interface axis. This phase (2) seems also to be
composed of several parallel layers (bottom right corner).

TEM micrographs of a second representative area of the sample are shown on the figure
5.21 right. The two populations (1) and (2) described in the first area are found again.
Here, the interface is not abrupt as in the other region. Moreover, a third population (3)
seems to be located at the interface between the void-strands and the compact "hairs"
region. Several concentrated tortuous bundles are observed between these populations.
They have diameters about 70nm and length ranging from 500nm to 1µm. At high magni-
fication, few of those larger shapes seem to present striations (red arrow) akin D-spacing
of collagen fibrils.
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Figure 5.21: TEM longitudinal sections images of two characteristic areas of collagen:alginate (5:1)
thread in CaCl2 1M.

Based on structural studies by other authors, we attempt to identify those different popu-
lations. The figure 5.22 shows TEM images of a cross-linked alginate gel at 2 % (w|w) [11]
and a fibrillated collagen gel at 100-150 mg/mL (pH 13) [12].

Figure 5.22: TEM micrographs obtained from studies of a cross-linked alginate gel at 2 % (w|w)
[11] and a fibrillated collagen gel at 100-150 mg/mL (pH 13) [12]. Scale bar: 200 nm.
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a) Schuster et al. [11] observed alginate gel networks. This network consists in polymer
strands (dark) and voids (grey space), which are similar to the population (1) observed in
our collagen:alginate thread.
b) Gobeaux et al. [12] obtained disordered fibrillar aggregates at 100-150 mg/mL at pH 13,
that do not exhibit the typical cross-striation for collagen. They explained that these ag-
gregates are similar to those obtained for lower pH of 6.2-12.2. Moreover, they measured
the width of the nanofibrils located in the aggregates and found a width of 6 nm. These
observations are in good agreement with our results for the population (2). In our case,
the initial concentration is not comparable to gel at 100 mg/mL. However, as we observe
phase separation, a local collagen material concentration may occur that would lead to
structures similar to those of highest concentration as seen in Figure 5.22.

SHG observations

To further investigate the microstructural collagen of hybrid thread, SHG observations
were performed by Adèle Mauroux (PhD student under the supervison of Laurent Muller).
In Figure 5.23, section view and their projections are given. There is a diffuse SHG signal
in almost the whole thread. However, some areas are more intense. It means that fibrillar
collagen is located in certain regions. In fact, we observe the same structures as previously
observed by TEM: tortuous collagen phase (3) pointed by the red arrow. These "steamy"
bright areas are assumed to be collagen fibrillated with a lower SHG intensity than in pure
collagen threads. Those structures are located almost at the thread surface. The less in-
tense SHG areas may be those of nanofibrils corresponding to the population (2). Finally,
the darker regions may consist in alginate population (1). They seem to be preferentially
located deeper inside the threads than population 3.

Figure 5.23: SHG images of collagen:alginate (5:1) thread in CaCl2 section and the respective pro-
jections as given by the yellow lines. Scale bar: 100µm. SHG signal is observed in almost the whole
thread but is more or less intense in certain areas. Red arrow points to a tortuous structure.
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5.4.3 Mechanical properties comparison

Stress-strain plots representative of each condition are presented in Figure 5.24. For
collagen thread at 30mg/mL, a linear evolution before the rupture is observed. For the
coll:alg thread, the material failure seems to be prolonged in term of strain compared to
the pure collagen one. However, a better loading extent is observed for collagen 30mg/mL.
Finally, at 60mg/mL, the stress roughly increases until reaching a plateau corresponding
to a plastic behavior, whereas collagen 30 and its hybrid equivalent rather exhibit elastic
behavior.

Figure 5.24: Tensile testing until rupture for collagen threads at 30 and 60mg/mL and coll:alg
(5:1) thread in wet conditions and at room temperature. The characteristic stress-strain curves
are given for the three conditions.

Condition E (MPa) UTS (MPa) N
Coll 30 mg/mL 0.20 ± 0.06 0.081 ± 0.016 10

Coll:Alg (5:1) 0.84 ± 0.17 0.11 ± 0.06 5
Coll 60 mg/mL 1.66 ± 0.45 0.31 ± 0.08 33

Table 5.1: Tensile testing results: Young modulus E, Ultimate Tensile Strength UTS for collagen
at 30 and 60 mg/mL and collagen:alginate at 5:1 ratio threads. N is the number of experiments
performed.

The summary results of tensile testing are shown in table 5.1. At 30 mg/mL, E of about
0.20 MPa is reached. This value is almost 8 times larger at 60mg/mL. Collagen threads at
30 mg/mL have UTS 4times smaller than at 60 mg/mL. Here, we clearly notice the colla-
gen concentration effect: the more material in the thread, the best mechanical properties.
While comparing pure collagen and hybrid collagen:alginate, we observe that the addi-
tion of alginate improve the mechanical properties of the threads, for which E (4-fold)
and UTS (1.4-fold) are higher. But, the mixture thread can support smaller strains.
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5.5 Preliminary study to cell culture

Before seeding the cells on threads, it is necessary to know if the collagen-based threads
are stable in the cell culture medium. In fact, this medium is composed of 90% Dulbecco’s
Modified Eagle’s Medium (DMEM: mixture of salts, vitamins etc), 10% Foetal Bovine Serum
(FBS) and a small amount of antibiotics. The ionic strength of this medium is about 0.13M
[13] and is set to be at physiological pH (7.4).
PBS 5X and CaCl2 1M have respective ionic strengths of 0.825 and 1M. The ionic strength
is thus decreased while putting threads in culture with cells and this may lead to a struc-
tural change. Collagen based threads were put in DMEM in an incubated chamber main-
tained at 37˚C and 5% CO2 for 3 weeks. In this part, we observe the influence of complete
cell culture medium, abbreviated DMEM, on these threads.

5.5.1 General morphology

5.5.1.1 Optical observations

By optical microscopy, we observe the threads morphology evolution over time. The
measurements are presented in the next section (Fig. 5.27 p 195). The pure collagen
thread overall aspect is the same at day 0 as at day 14 (Fig. 5.25). No difference is observed
by optical microscopy and we come to the same conclusion for collagen 60mg/mL.

On the contrary, hybrid thread morphology evolves over time. First, it clearly exhibits
a larger diameter after 2 weeks in DMEM. As a consequence, the thread becomes more
transparent as it is less concentrated per unit area. It is assumed that the ionic strength
decreases from 1M to 0.13M leading to the swelling of the thread.

Figure 5.25: Bright field microscopy images of collagen 30 mg/mL and coll:alg (5:1) threads incu-
bated during 0 and 14 days in DMEM at 37˚C. Scale bar: 500µm

5.5.1.2 Topography analysis

The topography of pure collagen threads was not changed while incubating them in
DMEM, on the contrary to the collagen:alginate mixture threads (Fig. 5.26). By compari-
son with the threads kept in CaCl2 1M (Fig. 5.20 p 190), the topography is rough and fibers
cover the entire thread surface. At higher magnifications, those fibers appear quite thin
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(< 1µm width) and do not have clear orientation. Finally, no typical fibrillar striations are
seen.

Figure 5.26: SEM images of collagen:alginate (5:1) thread surface after 3 weeks in DMEM at 37˚C.
Thin fibers cover the entire thread surface and have no clear orientation.

5.5.2 Diameter stability

The threads diameter D were measured on optical microscopy images before and dur-
ing the incubation in DMEM at 37˚C. The figure 5.27 displays the results of these measure-
ments.

Figure 5.27: Evolution of collagen based thread diameters upon maturation for the different
buffers: 1) PBS 5X for collagen 30 mg/mL, CaCl2 1M for coll:alg (5:1) and 2) cell culture medium
DMEM at 37˚C. The diameters of the threads have been measured regularly along the two phases.

In the phase 1, threads remain in their extrusion solution. As previously presented, col-
lagen thread at 30 mg/mL swells in PBS 5X and its diameter is stable after 3 days. On the
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contrary, hybrid thread diameter decrease by 10%, which indicates a shrinkage caused by
the high ionic strength of the extrusion solution.

At "day 0", both types of threads are put in DMEM at 37˚C. In the phase 2, the ratio D/D0
decreases from 1.22 to 1.12 for pure collagen thread 30mg/mL over 3 days and then is
stable. In the case of collagen:alginate mixture, in only few hours, the diameter ratio in-
creases from 0.88 to 1.24, which is equivalent to a swelling of 36%. Then, the ratio slightly
decreases and reaches 1.18 value closer to that of pure collagen. The ionic strength differ-
ence between CaCl2 1M and DMEM is assumed to be responsible for the strong and fast
swelling of the collagen:alginate (5:1) thread. In the case of pure collagen thread, the small
diameter decrease is not intuitive as one would have thought that it would also swell. The
temperature is higher in the phase 2 which might also impact the thread stability.

5.5.3 Structural characterization

5.5.3.1 Pure collagen threads

Collagen threads at 30 and 60 mg/mL were observed by TEM while remaining in DMEM
during 2 weeks. The following figure 5.28 displays the images comparison between the
microstructure in PBS 5X and in DMEM.

Figure 5.28: TEM cross-sections images of collagen threads at 30 mg/mL (B) and 60 mg/mL (C)
either matured in PBS5X or incubated in DMEM at 37˚C during 2 weeks.
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For both collagen concentrations, cross-sections are very similar between the two
buffers. For thread B, most of the collagen fibrils are aligned along the thread axis (dots)
and very few fibrils are shifted in both buffers. The fibrils seem to be larger in DMEM
than in PBS 5X. Moreover, at low magnification, we observe that there are more fibrils
per unit area in DMEM. This is probably due to the small diameter decrease leading to
the local collagen concentration. At 60mg/mL, the two conditions give very similar ul-
trastructure and no effect of the buffer change is revealed. For pure collagen threads, the
passage from fibrillogenesis buffer to the cell culture medium does not change the thread
structure, which remains quite stable.

5.5.3.2 Collagen:alginate threads

TEM observations were also performed on collagen:alginate threads incubated in DMEM
during 3 weeks as shown in Figure 5.29:

Figure 5.29: TEM sections along the thread axis (left //) and perpendicular (right ⊥) of colla-
gen:alginate (5:1) threads incubated in DMEM at 37˚C during 3 weeks.

Longitudinal (left) and perpendicular (right) threads sections images are presented in or-
der to assess the main orientation of structures in the thread. At low magnification, fibrils
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with 67 nm period striations are clearly observed and highly contrasted. The three differ-
ent populations are still present: 1) alginate rich phase, 2) nanofibrils collagen phase and
3) alginate and collagen fibrils coexistence region at the interface between 1 and 2. After
3 weeks in DMEM, there are more collagen fibrils and they are larger than those found for
CaCl2 1M (Fig. 5.21 p 191), resulting in an overlap with phase 1. Regarding the phase 2,
the main orientation of the nanofibrils bundles might be along the thread axis. Indeed,
for perpendicular sections, those bundles appear as huge areas of dots (red arrow), which
may correspond to transverse cut of collagen nanofibrils. For parallel sections, nanofib-
rils bundles are observed along their whole length. Finally, these bundles are separated by
voids areas, which may be here again alginate phase with typical polymer chains (higher
magnification).

In cell culture medium, fibrillogenesis of collagen molecules clearly continue to occur
compare to CaCl2 1M condition and leads to large striated fibrils formation in the "cosol-
uble" phase.

Remark: SHG observations were done on the hybrid threads (5:1) after 3 weeks of incu-
bation in DMEM at 37˚C (Fig. 5.30).

Figure 5.30: SHG image of collagen:alginate (5:1) thread section incubated 3 weeks in DMEM at
37˚C and the respective projections as shown by the yellow lines. Scale bar: 100µm.

Looking overall, SHG signal intensity is high and well-defined structures are visible, in
contrast with hybrid thread left in CaCl2 1M (Fig. 5.23 p 192). Dark areas are still observed
and must correspond to alginate rich phase. On the transverse view (bottom), SHG sig-
nal appears more intense on the thread surface. This was already noticed for this thread
condition in CaCl2 1M. On the longitudinal view (right projection), we observe also the
signal enhancement over 50µm from the surface. Moreover, some light and darker layers
are alternating in this outlying region. It reminds the parallel organization seen by TEM,
where supposed alginate phase and collagen one are stacked on top of each other (Fig.
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5.29 p 197, bottom left). Finally, straight structures parallel to the thread axis are pointed
out by red arrows, suggesting an alignment in such area of collagen molecules in a overall
more disordered and "tortuous" matrix.

5.5.3.3 Collagen stability: thermal analysis

The impact of cell culture medium on the collagen stability was investigated by DSC
measurements on wet threads (pH 7.4) at a heating rate of 5˚C/min. As shown in figure
5.31, pure collagen sample (red) has a denaturation temperature of 54˚C, corresponding
to the breaking of protein triple helices. This is in good agreement with values found in
previous studies [14]. For pure alginate thread at 4 % (black), a non significant peak at
65˚C due to thread dehydration is observed. While mixing collagen and alginate (green),
a peak at 41 ˚C appears.

Figure 5.31: DSC measurements: denaturation of collagen 30mg/mL, coll:alg (5:1) and ALG4
threads kept either in their extrusion solutions (PBS 5X or CaCl2 1M respectively), or in DMEM
during 2 weeks. Heating rate 5˚C/min. Endotherms are down.

After 3 weeks in DMEM at 37˚C, a slight temperature shift from 54 to 52˚C is observed
for pure collagen at 30mg/mL. In the case of hybrid thread, denaturation temperature
rises from 41 to 50 ˚C suggesting the presence of a more stable protein conformation. In
fact, we previously observed by TEM (Fig. 5.29 p 197) that fibrillar collagen population
was evolving in DMEM and presented typical 67 m striations whereas in CaCl2 1M rare
striated fibrils were seen (Fig. 5.21 p 191). As the quarter-staggered configuration is more
stable, a higher temperature is needed to denature those structures.
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5.5.4 Mechanical properties

Tensile testing results performed in DMEM for the three thread conditions to be seeded
with cells are presented in table 5.2. According to the results obtained in extrusion buffer
(table 5.1 p 193), pure collagen threads exhibit the same mechanical properties. This is
consistent with results from microscopic and thermal analysis. For coll:alg (5:1), E and
UTS respectively decrease from 0.84 to 0.31 and 0.11 to 0.032. Young Modulus stays higher
than pure collagen thread at 30 mg/mL.

Condition E (MPa) UTS (MPa) N
Coll 30 mg/mL 0.18 ± 0.03 0.066 ± 0.005 14

Coll:Alg (5:1) 0.31 ± 0.10 0.032 ± 0.08 5
Coll 60 mg/mL 1.23 ± 0.12 0.31 ± 0.01 5

Table 5.2: Tensile testing results: Young modulus E, Ultimate Tensile Strength UTS for threads
made of collagen at 30 and 60 mg/mL and collagen:alginate at 5:1 ratio threads incubated in
DMEM at 37˚C during 3 weeks. N is the number of experiments performed.

In DMEM, hybrid threads swell resulting in a lower material concentration per unit area.
From tensile testing, threads exhibit a more alginate-like behavior in CaCl2 1M and a more
collagen-like one in DMEM. In fact, calcium ions content is much lower in DMEM lead-
ing to a looser alginate network. This may be amplified and correlated with the thread
swelling. Regarding collagen evolution, typical striations appear on collagen fibrils as
seen by TEM (5.28) similar to the ones in pure collagen threads. We suggest that Young
modulus is still higher in DMEM (than for pure collagen threads at 30mg/mL) because of
collagen areas not aligned to the thread axis.

5.5.5 Discussion

While changing the thread bath condition from its fibrillogenesis buffer to cell culture
medium, several structural changes were observed. In the case of pure collagen condi-
tion, threads at 30 and 60 mg/mL remain stable and only a slight diameter swelling was
observed for the lowest concentration.

However, for mixed threads, several structural modifications occur leading to new prop-
erties. In fact, as presented in Chapter 2 (2.2.3.1 p 83), proteins (collagen) and polysaccha-
rides (alginate) could interact in different way according to pH, ionic strength, tempera-
ture etc. We attempt here to explain those interactions when varying the bath condition
parameters.

1) Before extrusion, we observed that collagen:alginate (5:1) mixed solution was opaque
and white (Chapter 2, 2.33 p 84), suggesting a first interaction between the two systems.
In fact, the mixed solution then in acetic acid (500mM) has a pH of about 3-4. At pH <
pI (isoelectric point), collagen is positively charged [15]. Moreover, at pH > pKa (=3.5) of
alginate [16], the polysaccharide is deprotonated. In acidic solvent, collagen and alginate
interaction is thus attractive and may lead to an associative phase separation ("2-phase"
of precipitation) as a white solution is observed.

2) While extruding this mixture in CaCl2 1M, three main changes occur: (i) pH increase to
physiological value of 7.4 and (ii) alginate binding ions addition, (iii) high ionic strength.
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With the pH increase, collagen fibrillogenesis begins. Moreover, collagen is still positively
charged and alginate completely deprotonated. Indeed, as the ionic strength is high (1M),
collagen pI value is shifted to 9 and so, pH = 7.4 < pI = 9, as shown by Freudenberg et al.
[17]. Alginate is completely deprotonated and free G-blocks interact then with divalent
ions through the gelation process and form a network of "egg-box" structures. At sight of
our results (5.29), we obtained a first phase from the alginate and collagen precipitation
still interacting; a second one rich in collagen for which fibrillogenesis begins, and a last
one rich in gelled alginate.

3) In cell culture medium, the pH is the same but the ionic strength is lower than CaCl2

1M. Here again, three main changes occur compared to previous situation "2": (i) ionic
strength decrease, (ii)calcium ions content decrease, (iii) temperature increase. As the
ionic strength decreases, pH ' pI for collagen [17], which becomes then almost neutral.
As the calcium ions content is lower, the disassembly of alginate network begins. At the
same time, ionic strength decreases, leading to thread swelling, which reveals the weak-
ening of the network. Regarding the temperature, the conformation of the "free" chains of
alginate or collagen molecules may change and turn to the unfolded state [18], increasing
the number of reactive sites available for each species. From our results, we observed the
growth of fibrils exhibiting the typical D-spacing of 67nm in the mixed phase of collagen
and alginate. It is assumed that in culture medium, the alginate network, in which colla-
gen was entrapped, swells and comes undone (5.29, 5.30). This gives enough space for the
entrapped collagen molecules to assemble. The collagen rich phase, secondary to the re-
pulsive interaction with alginate rich phase, can not benefit from this network expansion
and the nanofibrils areas stay confined.

Thus, alginate may disturb the collagen fibrillogenesis, but when put in cell culture medium,
the mixed thread are composed of collagen phases as stable as pure collagen ones and
displaying better mechanical properties.

5.6 Conclusion

In this work, several physico-chemical parameters were varied in order to select the
condition for which thread topography, structural organization and mechanical proper-
ties were improved.
First, we showed that the extrusion process aligns collagen inside the pure collagen threads.
This effect was lower for collagen:alginate mixed threads.
Then, collagen threads extruded in PBS 5X were revealed to be more stable and present
the best Young modulus and Ultimate Tensile Strength compared to those obtained for
lower or higher ionic strengths. Then, we have shown that the higher the collagen con-
centration, the better the threads properties. Finally, the collagen:alginate mixture (5:1)
equivalent to collagen at 30 mg/mL exhibited several promising properties and must be
improved to reach those obtained for pure collagen at 60 mg/mL.
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Chapter 6

Collagen scaffolds and cell culture

“Even miracles take a little time.”

Fairy Godmother in Cinderella

Abstract
In this chapter, the mesenchymal stem cells (C3H10 T1/2) behavior was studied as a function of
several parameters. First, we investigated the collagen concentration influence on cell morpholo-
gies and ability to colonize the threads. Preliminary in situ hybridization results of the target genes
were given in order to assess qualitatively their expressions. Those first observations were promis-
ing. As cellular penetration was enhanced on collagen threads at 30 mg/mL, further quantita-
tive analysis was performed enabling the comparison with corresponding collagen-alginate based
threads. With this second study we tested the influence of : thread material, cell culture time, and
mechanical loading during culture. We used Real time qPCR to quantify the expression of genes of
interest (Col1a1, Tnmd and Scx) in order to characterize cell behavior. Characteristic tendon gene
markers were expressed, which reflect the differentiation of C3H10 T1/2 into tendon-like cells.
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6.1 Biological material and techniques

Checking behavior of cells in vitro in contact with putative implantable scaffolds is a
prerequisite before studying in vivo models. In the present work, we chose the cell line
C3H/10T1/2 to check cells behavior, such as migration, adopted morphology and even-
tual differentiation when cultured on dense collagen threads.

6.1.1 Cell culture

Cell type: C3H/10T1/2
The C3H/10T1/2 cell line was established by CA. Reznikoff, D.Branchow and C.Heidelberg
in 1973 from C3H mouse embryos. According to their studies, these cells have similar
properties and stability as murine fibroblasts after prolonged culture. The cells are very
sensitive to post confluence inhibition of cell division. C3H/10T1/2 are functionally sim-
ilar to mesenchymal stem cells or multipotent stromal cells that means that they can dif-
ferentiate into different cell types (bone, cartilage, adipose cells etc). This cell line was
chosen to be cultured on dense collagen threads in order to observe their morphologies,
migration and behaviors on them.

Figure 6.1: C3H/10T1/2 cells morphology at: A) low and B) high densities. Images from ATCC,
scale bars: 100 µm.

Cell culture
C3H10T1/2 cells were cultured on culture flask of 75 or 150cm2 with Dulbecco’s Modi-
fied Eagle’s Medium (DMEM low glucose, pyruvate) supplemented with 10% fetal bovine
serum (FBS), and penicillin/streptomycin (100 U/100 µg per mL). Cells are put in an in-
cubated chamber maintained at 37˚C and 5% CO2. Passages 18 to 23 were used during
experiments.

6.1.2 Cell culture on threads under tension

The protocol from Kapacee et al. [1] is adapted in order to put threads under static
tension during the cell culture. Figure 6.2 presents the protocol used in our study.
Threads are cut into segments of about 2−3 cm length and put under tension on already
prepared SYLGARD silicon gel-covered wells (Dow Chemical, Midland, MI, USA), in which
two 8 mm sutures (Ethican, Sommerville, NJ, USA) are pinned 20 mm apart as shown in
Figure 6.2. Each collagen thread is seeded with 2 mL of cells in culture medium with
350000 cells and placed to incubation conditions. Control collagen threads without cells
are also followed. Culture medium is renewed every two days. After 1, 7, 14 and 21 days,
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Figure 6.2: Protocol of cell culture under tension. 1) 6-well plate bases were covered with silicon
gel (SYLGARD) and silk sutures are pinned with needles. 2) Threads are put under tension between
the two sutures and 3) C3H10 T1/2 are added. 4) After 3 weeks of culture, 5) threads extremities
are cut and observed by different techniques.

the threads in presence of cells and the controls were retrieved by cutting the two extrem-
ities. For microscopic analysis, they are fixed in a 4% of paraformaldehyde (PFA) in PBS
solution. Cell cultures were performed both at the LCMCP and in collaboration with Del-
phine Duprez and Marie-Ange Bonnin from the Laboratoire de Biologie du Développe-
ment.

Static load range estimation
The explanation given below provides a reliable underestimate of the force applied.

This estimation relies on the fact that the only force applied on the threads under tension
is gravitational. Still, the threads extremities were also pinned apart in order to apply an
additional tangent force, but the reproducibility was not easy and there was no possibility
to measure these potential additional forces accurately.
A collagen thread pinned 20 mm (= 2L) apart can be considered as a flexible chain sus-
pended between two points at the same height (Fig. 6.3). The thread is assumed to be
almost cylindrical about its lowest point which is located at a height a from the anchored
point altitude. The horizontal tension Th is estimated from the catenary curve equation
which relates this constant tension with the respective lengths L, a, the apparent linear
density µapp of the thread, and the gravitational force g [2]:

Th =
L2 −a2

2a
µapp g

Figure 6.3: Scheme of collagen thread cell culture configuration under tension. The horizontal
tension Th is estimated by assuming that this situation is alike flexible chain suspended between
two anchoring points.
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Numerical application: The different values of the physical quantities are: 2L = 20mm,
a ' 1mm, g = 10m/s2. The apparent linear density µapp is the linear density of the thread
adjusted by the buoyancy: µapp = µthr ead -µw ater =0.12 g/m with µthr ead = 0.25 g/m and
µw ater =πR2ρw ater . We found an estimated horizontal tension of about: Th = 62.10−3mN.
This corresponds to a strain of: l−l0

l =σ/E= T
EπR2 where E is the Young modulus of the thread

and is about 0.3 MPa. We found a static strain ∆l /l0=0.16%. This is small compared to
strain order of magnitude (about 1%) in the study of Kuo et al.[3] while using cycling load-
ing.

6.1.3 Confocal Fluorescence Microscopy

Principle
Confocal fluorescence microscopy allows 3D high resolution imaging (lateral:140 nm; ax-
ial: 1 µm) of labeled biological samples with little background noise. In a confocal flu-
orescence microscope (Fig 6.4), the labeled sample is excited by a laser beam emitting
generally in the field of visible or ultraviolet. The fluorescence is excited over almost the
entire path of the beam. Thus, the fluorescence arising from out-of-focus positions rep-
resents an undesirable signal. In order to eliminate the majority of this spurious fluores-
cence, a pinhole is placed before the detector in the image focal plane of the microscope
objective. This hole allows to obtain a very good axial resolution but also to improve the
lateral resolutions. It is thus possible to scan the sample plane by plane at various depths
and finally reconstruct 3D images.

Figure 6.4: Scheme of confocal microscope: the laser beam illuminates a tiny region (through a
first pinhole) of the sample in the focal plane. This light passes through the dichroic mirror and the
second pinhole to a detector and a computer. The out-of-focus light is thus blocked. The pinhole
is scanned sideways to form an image of the entire focal plane. The pinhole can then be scanned
up and down to gather images from different focal planes and finally reconstruct 3D images. From
"2-photons microscopy vs confocal microscopy" https://cogsci.stackexchange.com

The observations were performed with an inverted Leica SP5 or Leica SP2 multipho-
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ton laser scanning confocal microscope by Adèle Mauroux (PhD student under the direc-
tion of Laurent Müller) at the Collège de France. Images analysis and projections were
done with ImageJ software.

Fluorescent sample staining
Two fluorochromes are used to image the cells cultured on the collagen threads: DAPI
(4’,6-diamidino-2-phenylindole) which binds to DNA (nucleus) and Alexa Fluor 488 Phal-
loidin which binds to cells actin filaments (cytoskeleton). DAPI and Alexa Fluor excitation
wavelengths are respectively 358 and 495 nm and their emission wavelengths 461 nm and
518 nm (Fig 6.5). There is an overlap region, which can lead to receive some DAPI signal
in the Alexa channel.

Figure 6.5: Fluorescence spectra of DAPI (blue) and Alexa Fluor 488 Phalloidin (Green). Dashed
lines are the excitation plots. Emission plots are represented by colored area. From "Fluorescent
SpectraViewer" https://www.thermofisher.com.

Sample preparation: Threads cultured with cells are fixed in solution of 4% PFA (diluted
in PBS). Cells are then permeabilized by using 0.2% Triton X-100 for 15 min. This step
allows the different fluorochromes to access their respective targets inside the cells. Af-
ter rinsing with PBS solution, threads with cells are immersed in Alexa Fluor 488 Phal-
loidin (dilution: 1:200 in PBS) left in the dark at 4˚C during 1 hour. Several PBS rinsing
are needed to remove Alexa excess. Finally, the DAPI solution (dilution: 1:50000 in PBS)
is added during 15 min and rinsed before the microscope observations. The same proce-
dure is performed for SHG observations coupled with fluorescent microscopy.

6.1.4 Histology and Hybridization in situ

To examine the morphology, architecture and composition of the cells potentially
present in threads, several techniques are available such as histology and in situ hybridiza-
tion (ISH). ISH was also performed in collaboration with Delphine Duprez and Marie-
Ange Bonnin from the Laboratoire de Biologie du Développement. Threads with cells are
first removed and fixed at day 1, 7, 14 and 21 in a 4% of paraformaldehyde diluted in PBS
solution. Then, they are dehydrated by successive graded ethanol baths, xylene solutions,
and finally liquid paraffin. The successive baths gradually expose the sample to changes
in hydrophobicity, and avoid damaging cells. Threads in liquid paraffin are placed into a
mold with more paraffin. The wax finally cools down and forms a block that can be held
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in a microtome and sliced . The transverse threads sections of 8µm are mounted on a
slide in preparation for component identification via staining or in situ hybridization.

Commonly used staining of Hematoxylin and Eosin is performed on those threads slices.
Hematoxylin colors the cell nucleus in dark blue and Eosin colors the remaining cell com-
ponents in pink. This staining allows us to know if there are cells or not in the threads.

In situ hybridization allows localizing the expression of a gene of interest in its cellular
environment. First, successive pre-treatments (deparaffinization, enzymatic digestion,
permeabilization...) are performed on threads sections mounted on slides in order to
avoid non specific hybridization and to access the cell genetic material.

Figure 6.6: In situ hybridization main steps: A) Membrane permeabilization, denaturation and
addition of the probe. Hybridization occurs when the probe combine to the targeted RNA single
strand. B) Addition of the antibody which binds to the probe. C) Colorless compound addition
which becomes purple if the gene of interest was present. Adapted from [4].

Then, the mRNA contained in cells and probes are denaturated (double to simple stranded
RNA) by increasing the temperature. The probe is RNA strand labeled with a dioxygenin
molecule (DIG). This probe will specifically hybridize (combine, base-pair to the corre-
sponding mRNA single strand) to the mRNa of interest (Fig 6.6, A). An alkaline phos-
phatase conjugated with anti-DIG antibody is designed to detect the dioxygenin on the
probe (Fig 6.6, B). Finally, a colorless compound that becomes purple when the phos-
phatase is removed, is added (Fig 6.6, C). Washing steps are necessary between the differ-
ent probe and antibody additions to remove non-reagents excess.

Choice of genes of interest: Based on the literature [5] , four mouse genes were chosen
for the in situ hybridization:

– Myogenic Differentiation1 (MyoD1): this gene encodes a nuclear protein which
plays a major role in the regulation of muscle differentiation. It was chosen as a
control: if mesenchymal stem cells (MSC) differentiate into muscle-like cells, ISH
will reveal this character. On the contrary, if MSC differentiate into another cell
type, the expression will be lower and so its signal by ISH too. [5]

– Collagen, type I, alpha 1 (Col1a1): this gene encodes the alpha-1 subunit of the
fibril-forming type I collagen which is the most abundant protein in most of con-
nective tissues such as tendon. [5]

– Scleraxis (Scx): this gene encodes a protein (transcription factor) involved in meso-
derm and expressed during the embryonic development of tendons and ligaments.
[6]

– Tenomodulin (Tnmd): this gene encodes a type II transmembrane glycoprotein
which is expressed at high levels in tenocytes and ligamentocytes. [7]
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6.1.5 Real time q-PCR

6.1.5.1 Principle

The Real-time quantitative Polymerase Chain Reaction allows to quantify the amplifi-
cation of a targeted DNA molecule in real-time. It is divided in three main steps as shown
in Figure 6.9.

Figure 6.7: Scheme of real time qPCR main steps: I) RNA extraction of cells cultured on collagen
threads, II) Reverse transcription to synthetize cDNA from RNA strands, III) Polymerase Chain
Reaction, which allows the amplification of cDNA material and thus quantification of gene ex-
pression.

– I) RNA extraction: the collagen threads cultured with cells are removed from the 6-
well plates and cell lysis is performed with Trizol in order to collect all the genetical
material. Then, the RNAs are extracted through several phase separation, purifica-
tion and centrifugation steps. All this procedure must be performed in very clean
environment as RNase components and contaminants are present everywhere. Fi-
nally, the total RNAs concentrations are measured by spectrophotometry.

– II) Reverse transcription (RT): this step consists in synthetizing a complementary
double-stranded DNA from total RNA. First, a short single-stranded random primer
anneals to the RNAs, which provides an initiation point for the reverse transcriptase
(RTase) enzyme. In the presence of deoxynucleotide triphosphates dNTPs (dA, dT,
dG, dC), the reverse transcriptase extends the primer to make a complementary
DNA strand. Then, the RNA template is digested by ribonuclease (RNase) and the
complementary strand of first cDNA is synthetized.

– III) Polymerase Chain Reaction (PCR): this last step amplifies the DNA fragments
of interest in order to be detected. First the temperature is increased in order to de-
nature double-stranded into single -stranded cDNA. Then, specific chosen primers
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anneal to their cDNa of interest. In the presence of dNTPs elongation of the com-
plementary strand occurs. Then, SYBR green which can bind to all types of double-
stranded nucleic acids, is intercalated while the strand is elongated. Once fixed, it
becomes a very good fluorophore and can be detected under excitation. All this
corresponds to one cycle. After one cycle, we obtained 2n copies of labeled cDNA
where n is the initial number of double-stranded cDNA. At the end of each cycle, the
fluorescent signal is measured allowing the quantification of the gene expression.

6.1.5.2 Protocol

RT-qPCR was performed to assess the mechanical load and time influence on the gene
expression. For this purpose, collagen-based threads seeded with cells under static ten-
sion or not were removed at day 1, 7, 14, 21 to extract cells genetical material. For each
condition, biological samples (threads with cells) sixplicat were analyzed by RT-qPCR.
Extraction and purification of total RNAs

The collagen-based threads cultured with cells are first immersed in a guanidium thiocya-
nate-phenol-chloroform solution, called TRIzol, which contains phenol (pH = 6). This so-
lution allows lysing the cells and extracting the RNAs. The guanidium thiocyanate forms
a complex with RNAs and protect them. In order to be sure to extract all the RNAs and
to lyse the maximum number of cells that may have penetrated the matrix, the threads
are scraped with cell scrapers. The supernatant is then collected in tubes and placed for
storage at -80 ˚C.

After thawing and centrifugal steps, it is possible to eliminate all aggregates of col-
lagens which would have been dragged in TRIzol. The supernatants are then collected
and chloroform solution is added. After stirring, an emulsion is formed with RNAs will
moving into the choloroform phase. Centrifugation allows separating the two phases: the
phenol containing the cell debris and the genomic DNA at the bottom, and, the chloro-
form containing the RNAs at the top (and between them a phase composed of proteins).
The RNAs are then purified with an RNeasy kit (Qiagen, France). Briefly, the supernatants
(chloroform + total RNA) are removed and 70% ethanol is added. The samples are then
poured onto extraction columns. Total RNAs greater than 200 nucleotides in size bind to
the column membrane and the other elements are removed by centrifugation. The col-
umn is then washed with a solution containing guanidine. A solution containing a high
concentration of NaCl is added and allows the elution of the proteins still present. This is
repeated a second time and the tubes are then eluted with RNase-free distilled water. This
operation is repeated and the final aliquot is constituted by the total RNAs considered to
be purified. The purified samples are stored at −80 ˚C.

Determination of total RNAs concentration

Before carrying out the reverse transcription, the total RNAs concentrations are first mea-
sured by spectrophotometry. The absorption spectrum of the nucleotides shows a maxi-
mum peak at 260 nm, that of the aromatic amino acids at 280 nm. Thus, a double reading
at 260 and 280 nm and the ratio of optical densities (OD) OD260/OD280 determines the
degree of contamination by proteins. A ratio lower than 2 is a sign of high protein con-
tamination while ratios between 1.8 and 2.2 are considered acceptable.

Reverse transcription (RT)
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The aim of the reverse transcription is to transform the extracted RNA into complemen-
tary DNA (cDNA) in order to carry out the polymerase chain reaction (PCR). To do so,
non-specific primers capable of binding randomly to the RNAs are added to the RNAs
aliquots . A first step at 65˚C allows the denaturation of the secondary structures of the
RNAs and fixing the primers. The tubes are then placed in ice and several reactants are
added: 5X reaction buffer, DTT (Diothiothreitol), a reducing agent which destabilizes the
Rnases, dNTPs and the necessary enzyme (reverse transcriptase of the Moloney virus of
murine leukemia). A step at 37˚C allows the action of the enzyme and it is followed by a
passage at 70˚C which stops the reaction. The products of the RT are stable cDNAs which
can be stored at -20˚C.

Choice of PCR primers

In order to prepare the necessary primers for qPCR, the sequences of the mRNAs of
the genes were searched in the NCBI database (www.ncbi.nlm.nih.gov).

Name Direction (F or R) Sequence
36B4 F ACCTCCTTCTTCCAGGCTTT
36B4 R CTCCCACCTTGTCTCCAGTC

Col1a1 F TGGAGAGAGCATGACCGATG
Col1a1 R GAGCCCTCGCTTCCGTACT

Scx F CCTTCTGCCTCAGCAACCAG
Scx R GGTCCAAAGTGGGGCTCTCCGTGACT

Tnmd F AACACTTCTGGCCCGAGGTAT
Tnmd R AAGTGTGCTCCATGTCATAGGTTTT

Table 6.1: Table of the primers

The primers are in freeze-dried form and must be reconstituted in 1 mL of sterile wa-
ter and then diluted in order to reduce their concentration to 7 µM. The primers pairs
(Reverse R and Forward F) are then tested in conventional PCR under the conditions that
will be used for the PCRs. For each pair, two mixtures are made: one contains a standard
cDNA load, which is a mixture of 1 µL of all the samples, and makes it possible to verify
that the primers amplify the target in a specific manner; an other mix contains no cDNA,
but sterile water and ensures that the primers do not form dimers after 40 cycles. Once
these two steps have been validated, the primers can be used in qPCR.

Quantitative Polymerase Chain Reaction (qPCR)

Genes of interest have been studied in qPCR in order to compare their expression un-
der different conditions and as a function of time. This technique consists in measuring
the quantity of amplicons produced in each cycle thanks to a fluorescent intercalator,
here SYBER Green. The intensity of the fluorescence increases with each cycle until it ex-
ceeds the detection threshold defining the Ct (cycle threshold), ie the number of cycles
after which the number of amplicons formed exceeds the background noise. The smaller
the Ct, the higher the initial target cDNA amount. It is thus possible to compare the num-
ber of initial copies between the different samples because at Ct, each tube has the same
number of amplicons.
Initially, the pairs of primers are tested under the conditions of qPCR using standard sam-
ples. On a 96-well plate, for each tested pair of primers, a 5-point standard range, which
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are dilutions of the standard (the same as for testing the primers in conventional PCR),
are carried out at dilutions: 1/5, 1/25, 1/125, 1/625, 1 /3125 with two negative controls
(sterile distilled water) per range. Each range point is made in duplicate. The mixtures are
prepared using the LightCycler 480 SYBR green I master kit containing the SYBR Green
intercalant which attaches to the double-stranded DNA. The implemented temperature
program is identical to that used in conventional PCR (but where the cycle times are re-
duced to a few seconds, here 10s-15s-15s) and the intensity is measured at the end of
each cycle by a Light Cycler 480 system (Roche). The results are then analyzed using the
LightCycler 480 software and allows us to determine the efficiency of the PCR.

First, the specificity of the amplification is determined through the calculation of the
melting curve (Fig. 6.9). The melting curve corresponds to the fluorescence variation
as a function of the temperature. When the temperature reaches the Tm (melting tem-
perature) of the amplicon, it degrades and the fluorescence falls. Thus, when only one
amplicon is present, a single fluorescence drop is recorded, which proves the specificity
of the pair of primers (R and F). This step allows us to verify that the Tm of the amplicon
corresponds to the one expected during the preparation of the primers.

Figure 6.8: Schemes of melting curves for the calibration points (top) and its respective derivative
curve (bottom) with the melting temperature Tm.

Then, the efficiency (curve slope) of each pair is calculated by introducing the cycle
threshold Ct (Fig. 6.9) and by assigning arbitrary values to the (1/5, 1/25, 1/125, 1/625,
1/3125) dilutions. If the efficiency is greater than 1.85 then the pair of primers may be
used for qPCR under these conditions.

For each gene tested, a 384-well plate was used. Each sample (thus each biological tripli-
cate for each condition for each time) is made in triplicate, for the gene of interest and for
the 36B4 reference gene [8]. Moreover, on each plate, two reference ranges (for the gene of
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Figure 6.9: Scheme of the amplification curves with the cycle threshlod Ct definition and the stan-
dard curve for the efficiency calculation

interest and for the reference gene) are produced identical to those made for primers test-
ing. The relative quantification technique used consists in transferring the Ct obtained on
the standard points realized at the same time as the samples, which gives arbitrary values
for each Ct measured. The arbitrary values of the samples of the target gene are then
compared with the arbitrary values of the samples of the reference gene, which gives a
ratio Target Gene/Reference Gene for each sample of the plate. It is this ratio, given by
the software and that takes into account the efficiency, which we then use to compare the
different conditions. For this purpose, a sample is chosen as the calibrator point and a
second ratio of Studied condition ratio/Reference condition ratio is calculated.

Here the reference condition used is one of the biological triplicatas: Coll 30mg/mL D7
under static load which therefore has a ratio of 1. The ratios of the other conditions are
then compared to each other and presented in the form of histograms.

Statistical analysis
The gene expression results of real time qPCR are presented as the mean value ± SD

(standard deviation). The statistical significance was assessed using one way analysis of
variance (ANOVA) followed by Tukey posthoc test (comparing all pairs of groups) while
comparing 3 data sets. We used this test for evaluating the influence of cell culture time as
3 different times. The significance level in all statistical analyses was set at a probability of
P < 0.05. Example: collagen 30 mg/mL under static load at 1w, 2w and 3w were compared
together and if there was a significant difference, it also referred to the time = 1 week. If
significance was revealed between 2 and 3 weeks, it was signaled. For the comparison
of two relevant data sets (ex: coll 30 mg/mL and col:alg both under static load at 1w),
unpaired t test was used. Here again, the significance level was set at a probability of P <
0.05. We performed all data analysis with the software Prism (Graphpad).
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6.2 Cell colonization study

In this first study, the cell colonization is studied as a function of collagen threads con-
centration (30 and 60 mg/mL) produced as previously described (Chapter 5 5.4.1 p 180).
The collagen threads with cells are put under static load during 3 weeks. First, we will
present the tensile testing results of the threads seeded with cells. Then, we will observe
the cell adhesion and migration by SHG microscopy coupled with fluorescence. Finally,
four genes will be tested to assess qualitatively the mesenchymal stem cells character after
being cultured 3 weeks on collagen threads.

6.2.1 Mechanical properties of threads cultured with cells

Tensile testing were performed after 3 weeks of cell culture on collagen threads under
static load. Figure 6.10 shows the results obtained for such threads and the respective
control either in fibrillogenesis buffer or DMEM as previously analyzed.

Figure 6.10: Tensile testing results of collagen threads at 30 mg/mL (blue) and 60 mg/mL (purple)
seeded with cells and cultured over 3 weeks under static load and their respective controls. Top:
Young’s modulus and Bottom: Ultimate Tensile Stress

Collagen threads at 60 mg/mL seeded with cells exhibit the best mechanical properties
with E = 1.11± 0.30MPa and UTS = 0.14± 0.04MPa compared to collagen threads with
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cells at 30 mg/mL. Young modulus is almost 10-fold and UTS 3-fold higher when the col-
lagen thread concentration is 60 mg/mL. We can also notice that there is a slight decrease
of both E and UTS for threads with cells compared to their controls in PBS 5X and in
DMEM without cells for the two concentrations. UTS for collagen threads at 60 mg/mL
with cells has a higher decrease compared to the controls. These decreases might be ex-
plained by the cell sheath around the threads which sometimes breaks away at the clamp-
ing jaw level leading to a few sliding of the thread during the tensile testing. Some set-up
improvements will be performed to avoid this kind of artifacts.

Limited literature was found about the mechanical properties of collagen scaffolds seeded
with cells in vitro. In most of the studies, cells were directly put inside the collagen based
construct.

Gentleman et al. performed tensile testing until failure of collagen threads at 10 mg/mL
[9]. Post extrusion process of dehydratation and cross-linking improved their mechanical
properties as explained in the previous Chapter 5. However, relative analysis can be done
from their collagen constructs study with and without cells. These collagen fibers (N=50)
were embedded in a cell laden collagen gel (2.77 mg/mL) and cultured under static load
during 25 days. The tangent moduli were compared with the corresponding scaffold with-
out cells. They found a significant difference between the two constructs: the moduli of
cell laden construct is almost 1.7-fold higher than the one without cells. In this case, cells
improve mechanical properties of the constructs.

Kim et al. used 3D bioprinting to fabricate collagen based construct laden with cells and
prior cross-linked with tannic acid [10]. In the case of pure cell laden collagen scaffold (40
mg/mL), they obtained Young’s modulus E of 0.04 MPa. In our case, with collagen threads
at 30 mg/mL, E is 3-fold higher which is quite promising.

Chen et al. produced cell laden collagen rings at various collagen concentrations (0.5 to
2 mg/mL) [11]. No post processing was performed. They showed that the modulus and
UTS decreases while increasing the collagen concentration of their cell constructs. Its
maximum (about 80 kPa and 35 kPa for modulus and UTS respectively) is reached for the
collagen concentration of 0.5mg/mL. In our case, the opposite trend is observed and our
results are significantly higher. But it should be kept in mind that cells may act differently
if they are put from the outside or directly inside the collagen scaffold.

6.2.2 Cell migration within the threads at different collagen concentra-
tions

Cell migration within the threads was followed by SHG microscopy coupled with flu-
orescence at 3 and 4 weeks of cell culture for both collagen concentrations. Figure 6.11
displays the results obtained for collagen signal (Green) and cells fluorescence (Red and
Blue).

Collagen concentration effect: at 30 mg/mL and 60 mg/mL, C3H10 T1/2 cells covered the
entire threads surface resulting in a cell multilayer of about 50µm representing around 5
cellular layers. In the case of collagen thread at 30 mg/mL at 4 weeks, we suspect the cell
sheath to be ripped of the thread during handling. In all cases, cells adhere on the threads
and proliferate a lot. The most notable concentration effect is the cell penetration. At
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Figure 6.11: SHG images coupled with fluorescence of collagen threads seeded with C3H10 T1/2
cells during 3 weeks at 30mg/mL and 60mg/mL, under static load. Their respective cross sections
projection are also given (bottom). Green: SHG signal; Red: Alexa Fluor 488 Phalloidin; Blue: DAPI.
Scale bar = 50 µm.

30 mg/mL, several holes are observed in the collagen threads where SHG signal is zero.
Cells clearly invade those holes which are assumed to be created by cells through collagen
matrix digestion as shown by Helary et al. [12]. In fact, without cells, such straight holes
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were not observed (Chapter 5 5.4.1 p 180) on collagen threads. Thus, cells penetrate over
30µm at 30 mg/mL whereas at 60 mg/mL, they stay at the threads surface. This might
be explained by the collagen density which is higher for 60 mg/mL and so the collagen
"network" does not allow the cells to enter easily. Moreover, the stiffness is not the same
which can also explain this observation.

Cell culture time effect: for cell cutures time of 3 or 4 weeks, the cell sheath thickness is
almost the same for both conditions. No clear effect on the cell penetration is observed
at 30 mg/mL. We can notice that cells do not seem to suffer from the high confluence and
stay alive event after 4 weeks of culture.

Axis effect: at 30 mg/mL, straight holes in the collagen thread are observed. Each hole
is equivalent to the size of one or two elongated cells. Their shape is aligned along the
static load axis. Moreover, it has been shown that collagen thread surface is aligned along
its longitudinal axis which can also induce cell orientation. Figure 6.12 shows the cell
sheath surfaces. The cell actin filaments give the main orientation of the cells which is
underlined by orange arrows. They follow the axis of the thread which is the same as the
load axis. Thus it cannot be yet distinguished which mechanism is responsible for this
cell direction. Observations of collagen threads seeded with cells without tension would
be performed to answer it.

Figure 6.12: SHG images coupled with fluorescence of cell sheath surfaces on collagen threads
at A)30mg/mL and B)60mg/mL, under static load. Red: Alexa Fluor 488 Phalloidin; Blue: DAPI.
Orange arrows are eye guidelines to see the cell actin filaments main orientation. Scale bar = 50
µm.
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6.2.3 Preliminary In situ Hybridization results

In situ hybridization was performed on collagen threads at 30 and 60 mg/mL after 3
weeks of cell culture with C3H10 T1/2. As previously introduced ISH allows us to assess
qualitatively the gene expression of cells. These mesenchymal stem cells may differen-
tiate under appropriate conditions (transcription factors, growth factors or mechanical
stimulation) [13]. Figure 6.13 presents the results obtained with the four genes of interest.
First, we can notice that cells penetrate more in the collagen thread at 30 mg/mL than
collagen 60 mg/mL as previously observed by SHG with fluorescence. It is clearly visible
on Tnmd images(Fig. 6.13 bottom left).

Figure 6.13: In situ hybridization on collagen threads cross sections at 30 and 60 mg/mL seeded
with C3H10 T1/2 cells during 3 weeks. Four genes were labeled: MyoD, Col1a1, Scx and Tnmd.
Tnmd and Col1a1 exhibit stronger color level labeling in both conditions. Scale bar = 100 µm.
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As explained in the previous section, ISH reveals the expression of a gene if the dye reacts.
In other words, if a cell is colored for the tested gene, it means that the gene is expressed.
If it is not, the gene is low or not expressed.

ISH experiments on threads cross-sections reveals that for both collagen concentrations,
myoD is not expressed as the cell sheath is not "colored". Considering a purple level,
Tnmd is more expressed than Col1a1 and Scx. However, compared to myoD, it is as-
sumed that Col1a1, Scx and Tnmd are expressed which suggests that mesenchymal stem
cells C3H10 T1/2 do not exhibit muscle character and may differentiate into tendon-like
cells on our collagen threads whether at 30 or 60 mg/mL. Further quantitative analysis are
performed in the second study in order to assess more precisely the gene expression.

6.2.4 Conclusion

In this first study, we showed that mesenchymal stem cells adhered on pure collagen
threads and could even penetrate over a depth of 30µm, leading to straight holes at the
collagen thread surface as shown by SHG (6.11 p 219). The cellular sheath of thickness
about 50µm was quite aligned along the thread axis. We assumed that this cell orientation
may come from the static tension or the thread topography at which striated patterns
were observed without celle by SEM (Chapter 5 5.4.1 p 180). Mechanical properties were
not affected by the presence of the cells. However, measurements improvements must be
done in order to avoid cellular sheath gliding during the tensile testing. Finally, the first
qualitative analysis of the gene expression of the mesenchymal stem cells cultured on
threads were very promising and indicated that these cells may differentiate into tendon-
like ones. A further study of cell behavior on threads was thus needed to quantify their
gene expression level.
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6.3 Behavior of stem-cells cultured on collagen based threads

In this second study, collagen thread at 30 mg/mL is chosen for quantitative analysis of
stem cells behaviors as cells adhere and penetrate significantly into it. We also decided to
compare this condition with the best corresponding collagen-alginate ratio thread (Chap-
ter 5 5.4.2 p 188). The idea is to evaluate the effect of alginate addition on cell behavior.

6.3.1 Load influence of threads morphologies

Collagen based threads morphologies were observed by phase contrast microscopy
over the cell culture time and as a function of the load condition. Figure 6.14 shows
the morphologies of such threads at 3 weeks. Under static load (A), threads are straight.
Coll:Alg (5:1) thread is opaque as previously noticed (Chapter 5 5.4.2 p 188). Without static
load (B), Coll:Alg (5:3) is also quite straight whereas collagen thread at 30 mg/mL collapses
and looks like a ball of whool. The thread contour is discernable through the cell sheath.
This phenomenon due to the contraction of the thread by the cells begins between the
first and the second week of culture.

Figure 6.14: Morphologies observed by phase contrast microscopy of collagen thread at 30 mg/mL
(left) and collagen:alginate (5:1) thread (right) after being seeded with cells and cultured during 3
weeks A) under static load and B) without load. Scale bar = 500 µm.

Chen (M-Y) et al. investigated the contraction of cell-laden collagen gels either as a
function of the cell or collagen initial concentrations [14]. The collagen matrix contrac-
tion can be divided into three phases: a lag phase, a linear rapid contraction phase, and
a slow contraction phase [15]. While increasing collagen concentration, the lag phase
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is longer. Moreover, while increasing the initial number of cells inside the gel, this first
phase is shortened. They found a lag phase of 14 days for collagen cell-laden gel at 2
mg/mL. Following this affirmation, lag phase for our collagen threads must be longer as
concentration is 10-fold higher. However, in our case, cells number increases over time as
cells have enough space to multiply and are not confined in a gel. This is why contraction
occurs more rapidly. We also removed during 1 day the static load on a collagen thread at
30 mg/mL after 3 weeks of cell culture. The cells contract the threads as if no tension had
been applied during 3 weeks. This is in good agreement with Chen et al. results [14] who
found a lag phase of 0 to 2 days for initial cell concentration of 1 to 0.25 ×106cel l s/mL.

For coll:alg condition, threads keep straight with and without tension. A small inflec-
tion is visible for some threads (Fig 6.14, right B)). Regarding the mechanical properties of
such thread, it may be too stiff to be contracted by the cells (6.2.1 p 217). Moreover, coll:alg
threads diameter is larger than collagen one and the contraction cell force per area unit is
thus lower. The lag phase might be too long to be observed within our culture time scale.

Remark: in Figure 6.14, we can distinguish cells on the well plate which suggests that cells
migrate and proliferate rapidly as threads were put in a new 6-well plate every 2 days.

6.3.2 Cell colonization over culture time and load condition
impact analysis

Cell colonization was assessed over time by confocal microscopy. After 3 days of cell
culture under static load, several cell-deserted areas are observed.

At day 7, these holes disappear for collagen 30 mg/mL threads and remain for coll:alg
thread. In fact, the thread surface is smaller than for the mixed one. Thus, cells cover
more rapidly this surface.

At day 21, the two types of threads are entirely covered by the cells and several cell layers
can be distinguished. Here again we see the thread contraction due to the cells at 30
mg/mL (Fig. 6.15, bottom left). In all cases, the outer layer of cells seems to be aligned
along the longitudinal thread axis. However, for condition coll:alg no effect of the tension
is visible. For pure collagen, some cell layers follow this thread axis orientation and other
are perpendicular to it (Fig. 6.15 arrows). Without tension, on the thread part located on
the left, which is still straight, cells are aligned along the thread axis (Fig. 6.15 arrows). Cell
morphologies may be induced to the thread topography "orientation".

From those observations, it is assumed that the static load does not induce the cell
orientation but this phenomena is due to the thread surface topology. Kishore et al. stud-
ied the effect of electrochemically collagen threads topography on cell morphology [16].
They fabricated either random or aligned collagen threads and put cells on it. Cells cul-
tured on random threads exhibit a polygonal phenotype, whereas they are well aligned
and have spindle shape on aligned collagen threads.
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Figure 6.15: Confocal microscopy images of collagen thread at 30 mg/mL (left) and mixture coll:alg
(5:1) (right) for different times: days 3, 7, 21 and without tension at 21 days. Alexa Phalloidin 488
and DAPI labeling. White arrows are eye guides for the cell sheet orientation on the thread surface.
Scale bar = 250 µm.

Remark: as collagen threads at 30 and 60 mg/mL, SHG coupled with fluorescence was
perfomed on coll:alg (5:1) thread in order to observe how cells interact with the matrix.
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The figure 6.16 displays the image of collagen (green) and cellular actin filaments (red)
signals for a mix thread with cells cultured without tension.

Figure 6.16: SHG image coupled with fluorescence of coll:alg (5:1) thread at 2 weeks of culture with
cells without static load. Cross sectional projection is given on the bottom. Green: collagen SHG
signal, Red: Alexa Fluor 488 Phalloidin. Scale bar = 200 µm.

Cells interpenetrate the surface of the collagen-based thread. Several "SHG signal" holes
are present in the thread structure meaning that those areas are mainly composed of algi-
nate. Cells do not colonize those areas. The alginate phase may degrade over time leading
to new porosity inside the thread giving enough space for cells to invade.

6.3.3 Genes of interest expression analysis

The expression of the genes of interest were analyzed first qualitatively by ISH and
then by Real-time qPCR.

6.3.3.1 Qualitative analysis

ISH allows us to estimate gene expression prior Real-time qPCR. ISH reveals the ex-
pression of Scx in both conditions: collagen 30 mg/mL and coll:alg (5:1) thread. Col1a1
seems to be more expressed on coll:alg with brighter color level. Tnmd is lower expressed
than Scx and Col1a1 for both threads.
The myoD gene is not expressed attesting that mesenchymal stem cells C3H10 T1/2 do
not exhibit muscle character. As tendon markers are more or less expressed for each type
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Figure 6.17: In situ hybridization on collagen threads at 30 mg/mL (left) and coll:alg (5:1) thread
(right) with C3H10 T1/2 cells at 3 weeks, under static load. Four genes were labeled: MyoD, Col1a1,
Scx and Tnmd. Scale bar = 200 µm.

of threads, it is assumed that C3H10 T1/2 may differentiate into tendon like cells. This
effect seems to be more pronounced for threads with alginate than pure collagen one.

Remark: no significant difference was noticed in the case of no load condition.

6.3.3.2 Quantitative analysis: Real time qPCR

The gene expression of Col1a1, Tnmd and Scx was analyzed quantitatively with real
time qPCR and by using statistical tests to reveal the significant differences. For each
gene, we will describe the results by varying one parameter at a time.
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6.3.3.2.1 Col1a1 gene expression analysis

Cell culture time effect: For collagen 30 mg/mL threads, col1a1 gene expression increases
over time with and without tension. Significant difference is noticed between 1 week and
3 weeks of culture. For coll:alg, col1a1 gene expression tends to decrease over time but no
significant differences are observed.

Material condition effect: Significant differences are observed between pure collagen
and mixed alginate threads for the first two weeks of cell culture. The gene expression
is higher for cells cultured on coll:alg threads. At 3 weeks, col1a1 expression is almost the
same for all conditions.

Static load influence: No clear effect of the tension is observed. Only one significant
difference is noticed for mix threads at 3 weeks.

Figure 6.18: Collagen 1a1 gene: effect of cell culture time, load and material (pure collagen or
mixed with alginate threads) conditions on tenogenic differentiation of mouse mesenchymal stem
cells C3H10T1/2. (*P < 0.05, **P < 0.01, ***P < 0.001).

Conclusion
Col1a1 expression increases over time on pure collagen threads and decreases on mixed
ones, on which the initial expression is higher than with pure collagen. However, after 3
weeks, expression tends to the same level in case; the expression of the cells is different at
the beginning depending on the conditions but tends to the same value after three weeks.
The static tension does not seem to present any stimulating effect and rather decreases
the stimulating effect of the presence of alginate. Indeed, at 3 weeks, the expression in the
non-loaded mix is higher than the loaded mix.

228



CHAPTER 6. COLLAGEN SCAFFOLDS AND CELL CULTURE

6.3.3.2.2 Tnmd gene expression analysis

Cell culture time effect: At 1 week, Tnmd is overexpressed for all conditions. The gene
expression decreases significantly over the time in all cases.

Material condition effect: Tnmd expression is low for collagen 30 mg/mL (static load) at
all times. It is significantly lower compared to coll:alg threads.

Static load influence: Tension has a significant increasing effect at 2 weeks of cell culture
for both material conditions but at other time points, there is no difference.

Figure 6.19: Tenomodulin gene: effect of cell culture time, load and material (pure collagen or
mixed with alginate threads) conditions on tenogenic differentiation of mouse mesenchymal stem
cells C3H10T1/2. (*P < 0.05, **P < 0.01, ***P < 0.001)

Conclusion
Tnmd gene is expressed at the beginning for all conditions but decreases over time. The
material has an effect on its expression as it is significantly less expressed for pure collagen
threads. Here again, it seems that the static load has no impact or a slight negative one.

6.3.3.2.3 Scx gene expression analysis

Cell culture time effect: Scx expression decreases significantly over time for pure colla-
gen. It is quite constant over time for mixed threads.

Material condition effect: Scx is less expressed for pure collagen compared to coll:alg
threads which exhibit very significant increase compared to pure collagen.
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Static load influence: Static load has a positive effect at 1 week for pure collagen and a
negative impact at 3 weeks for alginate mixtures.

Figure 6.20: Scleraxis gene: effect of cell culture time, load and material (pure collagen or mixed
with alginate threads) conditions on tenogenic differentiation of mouse mesenchymal stem cells
C3H10T1/2. (*P < 0.05, **P < 0.01, ***P < 0.001)

Conclusion
The thread material has clearly an influence on Scx expression as it is around 10-fold
higher on coll:alg threads. Moreover, Scx expression is constant and remains at high level
over the three weeks with or without load, whereas the expression decreases for pure col-
lagen condition and the load has a negative effect at one week.

6.3.4 Discussion

From this gene expression analysis, the fact that the mesenchymal stem cells on the
coll:alg mix threads express all tendon markers stands out. It is assumed that the cells
behave as tenocytes while cultured on mix. The differentiation seems to be lower for pure
collagen threads. This is in good agreement with the qualitative observations made from
ISH images.

Kishore et al. studied the gene expression of Scx and Tnmd on random and aligned col-
lagen threads. Scx expression is higher at day 3 on aligned collagen threads [16]. For
Tnmd, they showed that its expression is 3-fold higher at day 7, and 10-fold higher when
compared to random surfaces. The same trend is observed in our study. Based on their
results, we can hypothetise that our coll:alg threads exhibit more aligned surface than the

230



CHAPTER 6. COLLAGEN SCAFFOLDS AND CELL CULTURE

pure collagen. This would favor tenogenic differentiation. Further investigations of sur-
face characterization must be performed to verify this assumption.

Regarding the loading effect, Kuo et al. studied bone marrow mesenchymal stem cells
gene expression [17]. Cells are put inside collagen gels at 3 mg/mL. They performed ei-
ther static or cycling loading on those gels and cell culture was done over 7 days. They
did not notice any difference while increasing the collagen gel concentration. Scx expres-
sion decreases over time for static loading, whereas Kuo et al. showed that static loading
maintains Scx expression.

In our study, several hypotheses can be considered: the static load of about 125 mN is
may not be sufficient enough to induce a difference with no tension condition. From
this, we can conclude that thanks to its higher stiffness, coll:alg threads provide a better
environment for cell differentiation. Based on Kuo et al. work [17], it will be interesting to
perform the same study with cycling loading.

6.4 Conclusion

Mesenchymal stem cells were cultured on collagen-based threads over 3 weeks. From
the studies of the cell colonization and behaviors on the threads, we showed that the cells
could proliferate on the threads (pure or mixed condition) leading to a cellular sheath of
about a width of 50µm. For pure collagen at 30 mg/mL, cells even digested collagen mate-
rial and penetrated over a depth of 30µm from the thread surface. The cell sheath covered
the whole thread surface available and seemed to be aligned along its axis. In Chapter
5, pure collagen threads exhibited striated patterns along the thread axis as shown by
SEM. This oriented topography may guide and induce cell morphologies [18]. Moreover,
the larger collagen structures (ball of wool) observed for collagen thread at 60 mg/mL
could improve the cell adhesion. After 3 weeks, cells did not seem to suffer from the high
confluence and preliminary ISH results proved that they could express specific genes of
tenocytes.

The expression of these tendon specific genes were quantified by RT q-PCR for cells ei-
ther cultured on pure collagen threads at 30mg/mL or its coll:alginate mixed equivalent
ones. This was done as a function of time and mechanical loading. The ISH results were
confirmed by this technique. Quite surprisingly, gene expression was higher in the case
of collagen:alginate mixed thread than for pure collagen for Tnmd and scx. For Col1a1
gene, gene expression was almost the same after 3 weeks. Finally, the static mechanical
loading was assumed to not have any effect on gene expression. This last parameter may
be further investigated.
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CONCLUSION

The main objective of this thesis was to produce dense collagen threads mimicking
the native tendon structure to repair it in the future. For this multidisciplinary project, it
was thus necessary to combine both physico-chemical skills, due to the complexity of its
structure and biological ones, due to the final TE goal. As a consequence, a large range of
parameters from those different fields needed to be explored in order to fully understand
their influence and continuously improve the collagen threads properties until reaching
the best condition.

For this purpose, extrusion technique was chosen as it is quite convenient to implement
in a laboratory and is the first/intuitive method used to fabricate threads. We developed
a home-made set-up in order to control a large range of parameters and also to be able
to observe in real-time the thread production. Then, we decided to use a system model
similar to collagen that we could extrude in a vast amount to harness our experimental
device and first explore the influence of each parameter. Finally, we produced dense col-
lagen threads in a reproducible manner and in vitro studies were performed to assess the
behaviors of the cells cultured on our scaffolds.

First, we studied the extrusion of sodium alginate in the presence or not of binding ions
(Chapter 4). In the first case, two characteristic instabilities of polymer melt extrusion
were observed and quantified thanks to our experimental set-up configuration, which al-
lows the visualization of the flow at the die exit and even inside the capillary. By varying
die dimensions, we showed that the bulk undulation of the extrudate vanished for ratio
of length over radius close to zero, indicating that the instability affected the whole pipe
flow. Moreover, the shear-thinning level of such fluid solution may control the nature of
the instability. It was the first time that such instabilities were reported in the case of poly-
mer solutions. In the presence of binding ions, we reported several surprising instabilities
such as the striated patterns on the thread surface or the gel clogging at the die exit. Such
phenomena have never been previously described and further investigations were neces-
sary to fully understand the mechanisms of alginate and calcium ions interaction during
the extrusion.

Then, the new expertise on the complex fluid extrusion was used for the production of
collagen threads. We extruded for the first time collagen solutions at concentrations up
to 60 mg/mL (10-fold higher than in other studies) and succeeded to produce regular
threads in a reproducible manner, while controlling their quality in real time. The prepa-
ration and extrusion process allowed to obtain in only a few hours several meters of colla-
gen threads about 500µm in diameter. We proved also that this method tends to align col-
lagen molecules along the thread axis. Moreover, the studied alginate instability was suc-
cessfully transposed on collagen systems, leading to the production of collagen threads
exhibiting helical morphology, similar to the tendon "crimp" structure. This was obtained
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at the end of the thesis and is promising compared to the previous studies on crimp repli-
cation (Chapter 4).
Hybrid threads were made of both collagen and alginate in order to take benefit from
their respective properties (Chapter 5). After selecting the best collagen:alginate ratio, we
showed that the addition of even a small amount of alginate improved the mechanical
properties of the threads compared to the pure collagen ones.

Finally, mesenchymal stem cells were cultured on the collagen-based threads (Chapter 6).
The cells colonized the threads surface and penetrated over a distance of 50 µm from the
surface. They expressed the different genes characteristic of tendon-like cells suggesting
that they differentiate into tenocytes when seeded on our threads. No difference was ob-
served between cells cultured on threads with or without static load. However, the gene
expression was improved on hybrid threads.
Although our threads exhibited promising properties, there is still a long way to repair
the tendon and have a scaffold ready for clinical applications. This is why several further
studies must be done on this subject and we will here detail many perspectives raised by
our results.

Perspectives

Extrusion parameters investigation
Regarding the knowledge of the extrusion technique, several parameters still need to be
further investigated. As we changed one parameter at a time, it was difficult to test each
of them over a wide range. In fact, we began studying the effect of the die material and
some corresponding results for alginate were presented. As the condition at the die wall
seems to be critical to obtain some instability, it would be interesting to use PTFE tubing
to remove stick effect on the wall and study the impact on instabilities. Then, we showed
that the die exit angle can be shaped at a desired angle. From preliminary results, insta-
bilities might be amplified by using sharp exit angles and this may be helpful to produce
more pronounced crimped threads. Finally, the extrusion velocity range needs to be fur-
ther explored and in particular for collagen solutions. Our experimental set-up also offers
the possibility to impose the temperature during the extrusion. This parameter was not
varied during this project. Such complex fluids may exhibit different behaviors while in-
creasing or decreasing the temperature. In the case of collagen:alginate mixed solutions,
it would be interesting to extrude them at lower temperatures which might enable to delay
the two systems interactions so as to obtain more homogeneous threads.

Threads properties improvement

Composition
In this thesis, no cross-linking agent or post-processing was used. In fact, those may de-
crease the biocompatibility of the scaffolds or lead to the denaturation of the collagen
respectively. However, some natural cross-linking agents, present in the tendon, may be
used to reinforce our threads. To do so, it would be interesting to introduce proteoglycans
which bridge collagen molecules to each other. As shown in the Chapter 5, the threads
produced from the higher collagen concentration exhibit the best properties. It may be
possible to extrude collagen solution at concentration higher than 60mg/mL. This would
lead to highly dense threads as shrinkage phenomenon might increase the local concen-
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tration. Moreover, the strategy of mixing alginate and collagen seems to be very promis-
ing. By exploring the interactions between these proteins and polysaccharides, we would
assess the best conditions to obtain quite cosoluble systems at high concentrations.

Structure
Regarding its shape, the "crimp" like morphology was obtained at the end of this thesis
project. It deserves to be further studied as it is easy to implement and does not need
plenty of chemical treatments as in molding strategy. The die material may have an influ-
ence on this bulk "defect", which needs to be explored. Moreover, we did not have enough
time to test the production of a "multiple"-based thread: the idea is to insert a metallic
grid either upstream or downsteam (to be chosen) in order to separate the flow into sev-
eral parts that can be put back together downwards. This way we expect the alignment of
collagen to be improved also in the core thread. A last approach would be to incorporate
the cells directly inside the solution and extrude threads with cells inside. The cells may
reorganize the collagen matrix at their length scale and improve the collagen structure.

Scaffold assembly
Plenty of strategies may be applied to construct elaborated scaffolds from our threads.
The first idea would be to braid several threads together as presented in Chapter 1 and
form a cord-like construct. It would also be possible to assemble those cords and form
a scaffold at a higher level. In our work, we observed the forces developed by the cells
cultured on threads without static load. Some collagen threads were completely folded.
It could be possible to assemble several threads pinned at their extremities and close
enough to each other to allow the cell adhesion between threads. They would bind the
threads together and produce their own extracellular matrix between them. In a similar
approach, several threads "layers" could be aligned in a mold, which could also be filled
with a collagen solution at a lower concentration and already containing cells.

Cells behaviors
Mesenchymal stem cells expressed tendon-like cells gene while cultured on our collagen-
based threads. Cell cultures on higher collagen concentration threads could be performed
to assess the influence of this parameter on cell behaviors. The static load did not impact
the cell behaviors. However, it would be interesting to test cell cultures on threads under
cyclic load. This would be closer to the physiological situation. Some devices as Flexcell™
are available to perform such testing under cell culture.
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List of abbreviations

– 36B4 : reference gene
– AA : acetic acid
– ALG: sodium alginate
– C3H10T1/2 : mesenchymal stem cell from mouse embryos
– C : concentration
– CaCl2 : calcium chloride
– cDNA : complementary strand DNA
– χ : compressibility
– Col1a1: collagen type 1 alpha 1 gene
– coll : collagen
– Ct : cycle threshold
– DAPI 4’,6-diamidino-2-phenylindole dihydrochloride
– Dp : piston diameter
– DSC : Differential Scanning Calorimetry
– DMEM Dulbecco’s Modified Eagle’s Medium
– DNA : Deoxyribonucleic acid
– E: Young Modulus
– ECM Extracellular matrix
– EDC : carbodiimide
– η : viscosity
– η0 : plateau viscosity
– η * : complex viscosity
– γ̇ : shear rate
– γ̇0 : zero shear rate
– γ : strain
– f : frequency
– F : force
– FACITs : Fibril Associated Collagen with Interupted Triplehelix
– G : complex modulus
– G’ : storage modulus
– G” : loss modulus
– Gly : Glycine
– I : ionic strength
– ISH : In sity Hybridization
– KCl : potassium chloride
– L : capillary length
– λ : relaxation time
– λr : retardation time
– M : torque
– MPa : Mega Pascal (Pressure unit)
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– mRNA: Messenger RNA
– myoD : myogenic differentiation gene
– N: Newton (Force unit)
– N1, N2 : normal stress differences
– ∇ : upper-convected derivative
– NaCl : sodium chloride
– Na2HPO4 : sodium phosphate
– nDNA Compacted DNA
– ω : angular frequency
– Ω : angular velocity
– P: pressure
– P (length): persistence length
– PBS : Phosphate Buffer Saline
– PCR Polymerase chain reaction
– Pe : Peclet number
– PFA : paraformaldehyde
– ϕ : orientation in the image plane (SHG)
– pI : isolectric point
– ψ1, ψ2 : normal stress difference coefficients
– P-SHG: Polarization-resolved SHG
– PTFE: Polytetrafluoroethylene, Teflon
– Q: throughput
– q-PCR : quantitative PCR
– R: capillary radius
– Re : Reynolds number
– RH : hydraulic resistance
– ρ : bulk density
– ρ (SHG) : anisotropy parameter
– RNA : Ribonucleic acid
– RNase : Ribonuclease
– RT : Reverse Transcription
– σ : shear stress
– Scx: scleraxis gene
– SEM : Scanning Electron Microscopy
– SHG : Second Harmonic Generation
– Sp : piston surface
– t: time
– τ : stress tensor
– TE: Tissue Engineering
– TEM : Transmission Electron Microscopy
– Tnmd: tenomodulin gene
– Tm : melting temperature
– UTS: Ultimate Tensile Strength
– V: volume
– vp : piston velocity
– v : output velocity
– Wi : Weissenberg number
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Abstract: Tendon injury is a clinical, societal and economical issue.  Moreover, tendon repair represents an im-
portant clinical challenge, partly due to the mechanical constraints that occur at the junctions with muscle and 
bone. Several strategies have been developed for tendon repair. In this review, we first assess the importance of 
tendon injuries from different sites and their causes. After a short overview of tendon three-dimensional organiza-
tion, the complexity of the perfect repair quest is presented ranging from current clinical procedures to new engi-
neering scaffolds. We then sum up tendon engineering requirements and focus on new collagen-based scaffolds, 
which raise promising prospects to mimic and repair tendon. In particular, we survey quantitatively a large panel 
of techniques to produce these scaffolds, detailing their principle and recent improvements.   

Keywords: Tendon, injury, repair, biomaterial, graft, collagen, scaffold. 

1. INTRODUCTION: CLINICAL CHALLENGES 

 Tendons can present acute or chronic injuries caused by extrin-
sic or intrinsic factors, either alone or in combination (Fig. 1) [1]. 
Tendinopathies refer to the various chronic conditions that can af-
fect tendons. They can remain silent over a large period of time, 
cause chronic pain and, potentially, lead to tendon tears and rup-
tures. These can also occur following lacerations by a sharp object 
or a tensile overload, in which case, it is now believed that an un-
derlying tendinopathy is also involved [2], [3]. The term tendinitis, 
previously used, referred to tendon micro-tears associated with 
acute injuries due to an overload, causing inflammation, while tend-
inosis accounted for chronic wound following tendon overuse. The 
term tendinopathies is now preferred because there is no assump-
tion about the underlying pathology, especially since the role of 
inflammation is still under debate [4], [5]. They are associated with 
a change in remodeling activity of tendon matrix.  
 External causes of tendinopathies include occupational, sport-
ing activities, and prescription drugs [6]. Intrinsic factors include 
age and biomechanical imbalance [1]. The etiology of tendi-
nopathies often appears to be multifactorial [2], [3], [7]. 
 A UK study, performed in an acute Orthopedic Unit treating a 
well-defined catchment population of about 535, 000 and prospec-
tively recording the demographic details over 5 years, provided 
results about the incidence of musculoskeletal tissue trauma [8]. 
One of the findings is that about two thirds of tendon injuries relate 
to the hand. Among them, forearm/hand extensor tendon injuries 
occur with an annual incidence of 17.87/100, 000, and mallet finger 
involving extensor tendon affecting mobility of the last phalanx, at 
a rate of 9.89/100, 000 (Fig. 1). A 10-year population-based study 
conducted in the US, examining hand or wrist open wounds secon-
dary to acute trauma and involving tendons, found an incidence rate  
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of 33.2 tendon injuries per 100, 000 person-years, with work-
related injuries accounting for 24.9% of total [9]. 
 Achilles tendon rupture occurs at an annual rate of 11.33/100, 
000 according to Clayton et al. (2008) [8] and has already been 
reported with rates ranging from 5.5 to 18/100, 000 (Fig. 1) [10]. 
Most acute ruptures concern people in their thirties and forties dur-
ing sports activities. Achilles tendinopathy has a 5.9% lifetime cu-
mulative incidence among sedentary people as compared to 50% 
among endurance athletes [11]. Tennis elbow, also known as lateral 
elbow tendinopathy, is secondary to excessive use of wrist exten-
sors and forearm supinators. It is usually reported to affect 1 to 3% 
of the population each year, however, a descriptive epidemiology 
study shows a decrease in the incidence with a rate of 3.4 per 1, 000 
[12]. The injury incidence in tennis players has been reported in 
proportions between 9 and 35% [13]. The rotator cuff, which is 
composed of four muscle-tendon units that originate on the scapula 
and cover the top of the humeral head, can also often be subject to 
tendinopathy. In a prospective study, the sex and age-standardized 
incidence of shoulder pain was evaluated to be 9.5/1, 000 among 
the patients presenting to general practice, with a proportion of 85% 
related to rotator cuff tendinopathy [14]. The incidence of rotator 
cuff tears was reported to be 3.73/100, 000 [8].  
 Work-related musculo-skeletal disorders concerning tendons 
are evident in occupations involving prolonged periods of repeti-
tive, static work [14]. The prevalence of work related upper limb 
musculoskeletal disorders in UK was estimated to be 730 per 100, 
000 people in year 2014/2015 [15]. There is an average of 17.7 
working days lost for each case. According to the 2005 data collec-
tion of Eurostat figures on recognized occupational diseases 
(EODS) of 12 member states, the most common musculo-skeletal 
occupational disease was lateral elbow tendinopathy (14, 155 cases) 
[14].  In the United States, shoulder injury has been found to be the 
second most common cause after back pain for time away from 
work in manual laborers [16]. 41.5% of occupational shoulder inju-
ries required more than 31 days away from work in 2007. In Swe-
den in 1995, among the 9, 398 reported work-related soft tissue 
diseases, 217 cases involved rotator cuff and 538 lateral elbow [17].  
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Fig. (1). Location, annual incidence and main cause of most frequent 
tendon injuries.  Data are referenced in the text. Sources: [8], [10]-[12]. 
Body image, courteously provided by Servier Medical Art under license 
https: //creativecommons.org/licenses/by/3.0/fr/, was modified for clarity 
purpose.  
 
Some estimates of the cost of work-related upper limb and neck 
musculo-skeletal disorders are between 0.5 and 2% of gross na-
tional product [17]. 
 Due to poor vascularization and low cellularity of the tissue, 
there is limited spontaneous regeneration of tendon. Treatments can 
be conservative or surgical, or a combination of both with post-
intervention rehabilitation programs [2], [5], [10], [16]. Currently 
there is a high rate of re-injury. In the case of small and large rota-
tor cuff tears, surgical repairs of ruptured tendons have re-tear rates 
of up to 35 and 94%, respectively [18]. Clinicians assess an unsatis-
factory clinical outcome after suture for 25% of patients with hand 
tendon lacerations, and 7.7% of these repairing re-rupture [19]. 
2. TENDON STRUCTURE AND REMAINING QUESTIONS 

 Tendons and ligaments belong to connective tissues that present 
a cellular part and an extra-cellular matrix (ECM). Cells, out of 
which tenocytes are predominant, are found immersed into the 
ECM. They synthesize the bio-components and thus play a major 
role in the setting and renewing of the ECM. This last one is re-
sponsible for the structural and mechanical properties, and main-
tains the integrity of the tissue [20]. ECM is composed of many 
different biochemical components such as collagens, non-collagen 
proteins, and proteoglycans [21][22]. 
 Collagens are widespread and play major roles in organisms. 
They constitute a family of 28 members [23], all being formed by 
three polypeptides chains. Each chain has repeating amino-acid 
triplet units -(Glycine-XY)n-, that extend variably depending on the 
family member, and with X and Y positions frequently occupied by 
proline and hydroxyproline. The presence of those -(Glycine-XY)n-, 
repeats leads to polyproline-II segments that supercoil into a right-
handed helix. Each member of the family has different functions 

and members can be, or not, co-localized, depending on the connec-
tive tissue considered. In tendon, collagens reach a concentration of 
30-31.6% of the wet weight [24], and 60-85% of the dry weight of 
the tissue [22]. In the collagen family, collagen I is the major struc-
turing bio-component of the tendon, where it is found in its fibril 
form and arranged into a hierarchical manner as we will see later. 
 Among the other components found in the ECM, some regulate 
collagen fibril diameters and/or fibrils interdistance and mechanical 
properties. For instance, polysaccharides form bridges between 
fibrils maintaining the equidistance between them and contribute in 
holding the three-dimensional network. Those bridges are formed 
by small carbohydrate chains of about 15 kDa [25]. In vitro, it was 
also reported that, in the synthesis of collagen scaffolds, the addi-
tion of decorin increased their mechanical properties. 
 Tendon structure has been studied for the past decades and by 
various techniques and under various states. Despite the informa-
tion acquired, the exact organization of tendon in living tissues 
remains unclear. The fact that it may be adapted to each location 
within the body and depend on each species, does not help in get-
ting a precise idea [26]. New developments in microscopy will 
hopefully bring some valuable keys for this understanding [27]-
[29]. Anyhow, some general characteristics are common to all ten-
dons and ligaments and the most important are discussed below. 
 

 
Fig. (2). Schemes illustrating the major structural characteristics of 
extracellular matrix of tendon: (A) Hierarchical organization of tendon 
unit. (B) Helical and crimp organization of fascicles (resp. top and bottom). 
 
 Tendons and ligaments are organized in a hierarchical manner 
that starts with collagen I molecules, which, associated by five into 
“microfibrils”, pack into fibrils [30]. The fibrils are further associ-
ated into fibers that are joined into bundles delineated by the en-
dotenon, a fine ECM of another composition and organization. The 
endotenon is continuous with the surrounding connective tissues 
and facilitates sliding between adjacent structures. In particular, it is 
in continuity with the epitenon that further tights together bundles 
of fibers into fascicles. Depending on the tendon, fascicles may 
present another covering layer named “paratenon” (Figure 2A). 
Finally, several fascicles may be bound together to give larger units 
[31]. 
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 Collagen fibrils within endotenon, epitenon and paratenon are 
not necessarily collinear to the tendon and can be found perpen-
dicularly oriented [32]. Those layers possibly maintain the integrity 
at each level from bundles to tendon. They also possibly take part in 
its mechanical properties. Blood and lymphatic vessels, as well as 
nerves, are found in the endotenon, epitenon and paratenon. 
 Cross-polarized optical microscopic observations of excised rat 
tail tendons reveal an overall alignment of the bundles along the 
tendon axis. They also reveal units, from 10 to 100 µm, with alter-
nating oblique orientations compared to the tendon axis. This fea-
ture is referred to as “crimp” (Fig. 2B bottom). Evidence of this 
crimp was further observed by atomic force and electron micro-
scopies (scanning and transmission) [33][34]. The crimp was sug-
gested to be a natural shock-absorber and to play a role in elastic 
recoil [35]. 
 Shah et al. (1982) reported that the crimp was only observed at 
day 16th during the embryonic development of chick tarsus metatar-
sus region. The appearance of the crimp correlated with a high in-
crease of collagen content between day 14th and day 16th [36]. This 
suggests the crimp to be highly related to the presence of collagen 
fibrils. On the other hand, for Herchenhan et al., (2012) tenocytes, 
cells found inside tendon, induce formation of crimps [37]. Their 
conclusion relies on the fact that, knocking down cells using 
polyoxyethylene (9-10) p-t-octyl phénol (TX-100) within a bioma-
terial construct presenting a crimp, induces its loss. However, the 
authors do not take into account the fact that TX-100 also interacts 
with collagen and even destabilizes fibrils, possibly contributing to 
the loss of the crimp [38][39]. 
 In addition to the overall alignment and the crimp, Vidal et al. 
(2003) analyzed under crossed polarizers transversal sections of 
tendons and showed that fascicles presented a helical organization 
along the tendon axis [40] (Fig. 2B top). This raises the question on 
how the crimp structure can be compatible with both a cylindrical 
symmetry and a helical organization. Geometrically speaking, one 
way to explain the crimp would be as over-winding of a helical 
organization.  In vivo, under tension, it would be extended and fas-
cicles would appear quasi collinear with the direction of the tendon. 
No “crimp” would be detected (Fig. 3A). However, when tendons 

are relaxed and/or excised, the linear tension would decrease and 
the over-winding would collapse on itself while still being con-
strained transversally by the 90° transverse collagen sheath. The 
crimp would thus appear (Fig. 3B). 
 Mechanical tests made on tendon clearly show the difference of 
mechanical behaviors during the elongation of the crimp and after 
[35]. Computational modeling best fits the mechanical experimental 
data when a helical arrangement is injected into the models [41]. 
Reese et al. (2010) further improved the fit by combining a wavy 
pattern with a super-helical arrangement [42]. This data comforts 
the idea of a super-helical structure. 
 It has been shown that super-twisted organizations could be 
spontaneously generated in liquid-crystals [43]. Knowing that col-
lagen forms different liquid crystal phases [44][45][46] that are 
subject to physico-chemical parameters [47], it is not excluded, 
although there is no proof yet, that the over-winding helical organi-
zation of tendon may also result from simple physical-chemical 
laws. Most probably, cells and physico-chemistry work hand in 
hand. 
 Modifications upon aging, injury and recovery have been stud-
ied at different levels: biochemical, fibrils (diameter, orientation) 
and crimp (presence or not, period) [21][48]. Here, again, it seems 
that there is not a unique scheme of evolution with different obser-
vations being made depending on tissues and/or species. To further 
highlight the complexity of the living tissues, their studies and the 
different routes to achieve their healing, reconstruction or replace-
ment, it should be noted that control tendons, which are generally 
contralateral tendons, also see their characteristics being modified, 
possibly due to stress and postural changes during healing process. 
 Tendon wound healing process is characterized by three differ-
ent stages: inflammation, repair, and remodeling [5], [49]. After 
injury there is a high release in growth factors, cytokines, and an 
increase in the expression of tendon-associated molecules, which 
cellular origins are still difficult to trace back [50]. During the re-
pair phase, collagen type III is mainly synthesized, leading to the 
formation of a scar tissue with increased cross section area. During 
matrix remodeling, which can last months to years, collagen type I 
synthesis is increased and the newly formed fibers are aligned along 

 

 

 

 

 

 

 

 

Fig. (3). Scheme conciliating helix crimp and linear organization:  A single stranded helix is schematized on top, a partial super-helix in the middle and a 
full super-helix on bottom. Boxed by the dotted line, their appearance when observed between crossed-polarizers. Crossed-arrows indicate directions of polar-
izers.  (A) Top: The extended helical strand and beneath the projected collagen molecular orientations are represented by lines. All orientations are nearly 
aligned along the helix axis. Middle: The partial super-helix is represented and the molecular orientations being all nearly aligned along one polarizer, the 
crimp is hardly seen and the partial super-helix appears nearly dark. Bottom: the symmetry of the complete super-helix is cylindrical. The mean projection of 
the molecular directions sums up along the axis of the helix. The complete super-helix appears dark under crossed-polarizers. (B) Top: The molecular orienta-
tions vary along the axis of the helix and present a repeating unit of alternating orientations. Middle: The partial super-helix is represented and the molecular 
orientations varying as illustrated above, the crimp is clearly seen as banded pattern under crossed polarizers. Bottom: the symmetry of the complete super-
helix remains cylindrical with the mean projection of the molecular directions summing up along the axis of the helix. The complete super-helix still appears 
dark under crossed-polarizers.  
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the longitudinal axis of the tendon. The tissue obtained often dis-
plays reduced mechanical properties due to the presence of disor-
ganized collagen, as well as improper non-collagenous molecules 
and exogenous cells recruited at the wound site. These cells can 
lead to the formation of fibrous peritendinous adhesions with the 
surrounding tissue, impairing the normal stress transmission and 
hence the restoration of normally aligned collagen fibers [1]. 
 The ultimate tendon repair is based on several requirements. 
The prior physiological criteria include, among others, the initial 
strength recovery, the joint gliding, the re-rupture avoidance and the 
shorter return-time to activity. Early active mobilization of the re-
paired tendon is advocated to improve those properties [19]. It was 
also proved that this early post-surgery stimulation increases the 
collagen type I cell production and that the quick tension restoration 
induces the parallel alignment of this renewed collagen [51]. In the 
following part, the different strategies clinically used from sutures 
to decellularized matrices will be described. 
3. CURRENT CLINICAL STRATEGIES 

 The route chosen to induce healing of the tendon must take into 
account the gravity of the injury. From chronic tendon injury to 
tendon tears, the first objective is to reduce the patient’s pain due to 
the tissue inflammation with specific drugs and with rehabilitation 
exercise [52], [53]. Then, emerging treatments consist in delivering 
growth factors through autologous whole blood or platelet rich 
plasma (PRP). Although in vitro studies show that these injections 
impact favorably the collagen production and degradation mecha-
nisms [54], their use in clinical cases are controversial. Indeed, 
several questions regarding the injection frequency, volume, con-
centration etc. still remain open.  
 For acute tendon injury, the treatment depends on the lesion 
severity. If the gap between the two tendon extremities is less than 
3 mm, the self-healing mechanism is engaged [55]. For larger inju-
ries, if the joint motion is altered or even completely lost then sur-
gery is needed. The length of the gap will determine the approach to 
be adopted. If the gap is less than 3 cm, suture techniques are re-
quired to rejoin the tendon. In the case of Achilles tendon, the con-
ciliation of its 2 ends requires a great force. This is why, if the rup-
ture is in an easy access location, surgeons use some devices as 
bone clamp [56] or Integra™  Achillon® system [57], [58], to join 
the tendon and then suture it. It should be kept in mind that the 
more handled is the injured tendon the more severe are the tissue 
trauma and adhesion. Wang et al. (2006) have even shown in a 
murine model that the suture directly affects the cellular healing 
process. The acellular zone does not heal and present inflammatory 
signs [59]. 
 For gaps larger than 3 cm, augmentation of the ruptured tendon 
with additional implants or grafts is recommended [56]. Several 
types of devices from metallic implants to synthetic grafts are 
commercially available and already used by clinicians (Table 1, 
[60]).  
3.1. Sutures 

 Three methods of tendon suturing have been developed and 
optimized: the non-grasping, the grasping and the locking anchors. 
The non-grasping method was first performed on finger flexor ten-
don by Bunnell in 1918 [19] (Fig. 4A). This technique consists in 
looping the anchor around the epitenon. As a consequence, no col-
lagen fibers bundles are injured. On the contrary, the methods based 
on grasping, (opened loop, Fig. 4B) and locking anchors (closed 
loop, Fig. 4C) pinch the collagen fibers.  
 However, those two techniques bring better mechanical proper-
ties and gapping resistance to the tendon. They took the name of 
their authors Kessler for the grasping suture and Krakow for the 
locking one. The last one is assumed to be the more effective and is 
continuously being improved [61]. 
 

 
Fig. (4). Scheme of the three sutures commonly used to repair tendon 
(Achilles tendon example in back view). (A): the non-grasping suture 
(Bunnell) consisting in looping the anchor around the epitenon. (B): the 
grasping suture (Kessler) based on 4 opened loops, which pinch collagen 
fibers. (C): The locking suture (Krackow) made of several closed loops. 
 
 Several fibers made of polyester (Ethibond®), nylon, polypro-
pylene or a combination of ethylene glycol and terephthalic acid 
(Dacron®) are already clinically used for suture alone. They are 
non-resorbable as they have to maintain more than one year the 
end-to-end tendon extremities [19]. Other materials have been de-
veloped for suture augmentation, which is a different approach.  
Schliemman et al. (2015) compared the reconstruction of a tendon 
with a polydioxanone (PDS) or cable wire augmentation and with 
suture anchor repair alone. They showed that suture augmentation 
in both cases provides less elongation and higher loads (almost a 
1.5 factor) than the simple suture [62]. A negative aspect of cable 
wires is that a second surgery is needed to remove them. 
 Alternative methods have been proposed to avoid the use of 
sutures. Hohendorff et al. (2008) compared post-surgery results of 
Achilles tendon rupture treated either with fibrin glue or sutures. 
They noted that both strategies reached almost the same results. 
Moreover, fewer complications were observed for the fibrin glue 
cohort [63]. Rose et al. (2014) also worked on the biological tissue 
gluing. They used solutions of silica nanoparticles (NPs) to glue 
mismatched tissue. They tested it in vitro on a piece of calf liver 
with a created gap of 2 cm. They glued the two ends and kept it 
under finger pressure during 30 s [64]. They observed that the two 
parts of the liver remained attached and that the glue did not affect 
the rigidity or the permeability of the tissue. This second approach 
is very promising as it is quite simple and fast to implement. It must 
be tested on tendon to know if the bonds created with the silica NPs 
are strong enough to support physiological loads as applied in 
Achilles tendon sites for months in vivo. 
3.2. Metallic implants 

 Some other researchers have developed metallic implants to 
achieve tendon repair with the best mechanical properties. 
 Erol et al. (2007) developed an implant made of stainless steel 
wires with different spiral-shaped structures on sheep cadaveric 
Achilles tendons [65]. Briefly, the prostheses are composed of a 
coiled wire head, which hooks the tendon, and a wire passing 
through it to join the head to the other tendon end or bone. They 
also compared their implant with classical sutures. In some cases, 
they observed the breaking of the tendon-implant holding point and 
the fibering of tendon’s ends, raising the problem of the material 
elastic properties. If the material is too stiff compared to the tendon, 
the rupture of the anchor will occur. To have the best mechanical 
properties, it is essential to use materials with the same range of 
elastic modulus as tendon. In their preliminary study, they obtained 
good mechanical results compared to sutures alone. But authors 
advised to use this kind of device only for bone-tendon repair. Ağır 
et al. (2014) also investigated this kind of metallic implant. In their 
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Table 1. Commercially available grafts or implants for tendon repair. The devices written in bold italic are detailed in sections 3.2 and 
3.3. 

Type! Name! Source! Company! Refs.!

Teno Fix®! Stainless steel! Ortheon Medical, Winter Park (USA)! [Wolfe 2007]!

M
et

al
lic

 
im

pl
an

ts
!

Tenolig®! Stainless steel (with Dacron fibers)! FH Orthopedics, (FR)! [Lacoste 2014]!

Bio-Blanket®! Bovine dermis! Kensey Nash Corp. (USA)!

Conexa®! Porcine dermis! Tornier/Wright Medicals (TN)!

CuffPatch®! Porcine SIS!
Organogenesis (MA, USA)!
Licensed to Arthrotek (IN, USA)!

[Gomes 2015]!

Inforce® Reinforcement matrix! Porcine dermis! IntegraLife Sciences (NJ USA)! [Hollawell 2015]!

OrthADAPT®! Equine pericardium! Pegasus Biologic Inc. (USA)! [Gomes 2015]!

RestoreTM! Porcine SIS! DePuy Orthopedics (IN,USA)! [Phipatanakul 2009]!

Shelhigh No-React® Encuff Patch! Bovine or porcine pericardium! Shelhigh Inc. (NJ, USA)! [Gomes 2015]!

TissueMend®! Bovine fetal dermis! TEI Biosciences (MA, USA) licensed to Stryker 
Orthopedics (NJ, USA)!

[Song 2010]!

TrellisTM Collagen Ribbon/ Bio-
tape XM!

Porcine dermis! Wright Medical Technology, Inc. (USA)! [Berlet 2014]/[Gomes 
2015]!

X
en

og
ra

fts
!

Zimmer® or PermacolTM! Porcine dermis!
Tissue Science Laboratories (MA, USA)!
licensed to Zimmer (IN, USA)!

[Gomes 2015]!

Arthroflex®! Human dermis! Arthrex, LifeNet Health Inc. (USA)! [Gomes 2015]!

GraftJacket®! Human dermis! Wright Medical Technology (USA)! [Song 2010, Lee 
2008]!

MatrixTM HD! Human dermis! RTI Surgical (USA)!A
llo

gr
af

ts
!

TenSIXTM! Human dermis! Solana, Wright Medical (USA)!

[Gomes 2015]!

Artelon® and SportmeshTM! (Polyurethane urea) polymer!
Artimplant AB (SWE)!
Biomet Sports Medicine (IN, USA)!

[Schoaib 2016]!

BiomerixTM RCR Patch!
Polycarbonate (polyurethane urea) 
with polyester fibers! Biomerix (USA)!

Dacron® mesh! Polyethylene terephthalate (PET)!  

Gore-Tex®! Polytetrafluoroethylene! WL Gore and Associates (USA)!

LARS ligament! PET! LARS (FR)!

Leeds-Keio® or Poly-tape®! Polyester ethylene terephthalate!
Xiros plc, Neoligaments (UK)!
Yufu Itonaga Co. Ltd (JPN)!

[Gomes 2015]!

Marlex® mesh! Polyethylene polymer! C R Bard (USA)! [Morrey 2016]!

OrthocouplerTM! PET! bioLOGIC Corp., Surgical Energetics LLC 
(USA)!

[Melvin 2010]!

Ortho-Tape®! PET! Neoligaments (UK)! [Abdullah 2015]!

SericuffTM! Silkworm silk! Serica, Allergan (USA)!

STR GRAFTTM! Poly-L-Lactide! Soft Tissue Regeneration Inc. (USA)!

Sy
nt

he
tic

  g
ra

fts
!

X-repairTM X-repair-SL! Poly-L-Lactide! Synthasome (USA)!

[Gomes 2015]!
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study, they used stainless steel wires but designed it with several 
loops [66]. The wire is applied from outside and allows the trans-
versal anchoring of metallic pins in it. Here again, some limitations 
of the device are explained: these implants cannot be used for hand 
injuries and are more suitable for larger body tendons as Achilles 
tendons. 
 Metallic devices such as the Teno Fix® [67] or Tenolig® [68] 
are already commercially available. They were tested on cadaveric 
tendons and on patients respectively. Teno Fix® was compared 
with conventional sutures and no biomechanical improvement was 
shown switching from one to the other. Tenolig® exhibits different 
advantages such as the use of percutaneous surgery for the device 
positioning with ultrasonography monitoring to target the two 
Achilles tendon ends, very small wound scares and complications 
occuring only for 1 over 75 patients. The return time to sport was 
estimated to be 9 months. This kind of metallic implant is not 
largely used in clinical practice, as studies evaluating their effective 
improvement compared to classic sutures are still rare. Moreover, 
several limitations such as tearing of the site repair have been high-
lighted as mentioned above. Extensive improvements of these tech-
niques are needed before becoming a common and viable strategy.  
 If the tendon injury has been neglected or if the site of injury 
has a poor quality due to tendinopathy, sutures or implants are not 
sufficient anymore to repair it [69]. Furthermore, to avoid the re-
rupture, a reinforcement of the site is needed. To meet these objec-
tives, grafts can be used. The tendon augmentation with grafts con-
sists in adding a matrix either around the defect and then suturing it 
(onlay surgery), or in the ruptured tendon and then closing it with 
suture inside (inlay surgery). The combination of the classic su-
tures, which join the two tendon extremities, with the graft, may 
improve tendon repair. The grafts can come from different origins: 
the patient himself (autograft), another human being (allograft), 
animals (xenograft) or from synthetic materials. These different 
grafts are successively described in the following part. 
3.3. Grafts 

Autografts. 

 Sophisticated surgical procedures have been elaborated to over-
come large tendon defects with patient’s own “material”. Three 
kinds of procedures more or less invasive allow accessing the ten-
don: open, mid-open and percutaneous. Beskin et al. (1987) com-
pared four “open” techniques on 42 patients suffering from Achilles 
tendon rupture: Bunnell or Kessler sutures, “three bundle”, and 
augmentation, either with the plantaris or with the peroneus brevis 
tendon [70]. These last two methods consist in using local tendon 
transfer to reinforce the Achilles tendon. The four techniques show 
promising results as 85 to 92% of patients return to normal long-
term activity after the surgery. However, in each case, a single long 
longitudinal excision is performed which is very invasive, urging 
some clinicians to develop less invasive techniques. Carmont et al. 
(2007) also used the peroneus brevis tendon to reconstruct Achilles 
tendon [71]. Contrary to Beskin et al., they did two para-midline 
incisions. Skin wounds are clearly smaller and skin integrity is pre-
served. Moreover, this allows preserving the surrounded tissues 
(tendon sheath) and may improve tendon’s healing. To follow 
through, other autologous sources for reconstruction can be re-
cruited. Ebied et al. (2016) repaired Achilles tendons thanks to free 
semi-tendinous tendon grafts from upper muscles [72]. Shewy et al. 
(2009) used two intratendinous flaps from the proximal gastrocne-
mius-soleus complex [73]. Briefly, they created two flaps in the 
musculo-tendinous junction and passed them through the Achilles 
tendon gap. They fixed the flaps extremities to the calcaneus 
(bone). Few complications were observed as wound gapping or 
infection, and long pain after surgery. However, this technique 
showed good results as patients recovered their pre-injury sporting 
activity level.  

 The main advantage of these two surgeries is the use of highly 
vascularized tissues in a site close to the injured tendon, but less 
invasive incisions are recommended for the future. Autografts pre-
sent several key strengths such as absence of foreign body response, 
conservation of native mechanical properties and vascularization 
continuity. The main inconvenience is the risk of damaging the 
donor site tissue and thus creating new lesions. Moreover, the neo-
tendon reconstructed with surrounding tendons or muscles parts is 
thicker than the native one. This can lead to unsightly aspect repair 
and to patient discomfort on the repair site. 
 Other strategies to repair injured tendons have been developed 
to avoid creating more lesions in patients. Tendon augmentation 
with xeno- or allograft may be good candidates for this purpose.  
Xeno- and allografts 

 Xenografts are tissues or organs coming from other species that 
are pre-decellularized. Porcine decellularized small intestine sub-
mucosa (SIS) is the most commonly used xenograft. Several clini-
cal studies have been performed to assess their effectiveness for 
tendon repair augmentation. Phipatanakul et al. (2009) used SIS 
(RestoreTM) for rotator cuff repair [74]. As repairs were not con-
vincing and as some complications (infections, skin reactions) were 
observed, authors did not recommend SIS for such repair augmen-
tation. Sclamberg et al. (2004) came also to the same conclusion for 
this repair area as 5 over 11 patients presented worse results after 
the surgery [75]. Clinicians are quite unanimous on this issue. 
However, SIS may be adapted for tendons in other locations such as 
the foot or ankle as only 6 % of the patients showed complications 
such as re-tear or patch failure.  
 Other sources of xenografts are also used. Berlet et al. (2014) 
tested the Trellis™  device (a decellularized, freeze dried and steril-
ized porcine dermis), in a ribbon form on human cadaveric feet 
[76]. They created tendon defects greater than 5 cm. The tensile 
testing showed that in most cases, the suture failed first. As the 
tendon ends are not joined anymore, the load is only borne by the 
graft. Thus, in comparison with suture alone, the Trellis™ augmen-
tation enhanced strength of Achilles tendon repair. 
 Other strategies, based on allografts, have been developed to 
overcome some rejection or infection reactions. Allografts are 
ECMs mostly coming from human dermis or SIS. Song et al. 
(2010) compared two commercially available devices on a ca-
daveric sheep model [77]. The first one is a xenograft named Tis-
sueMend®, which is derived from fetal bovine dermis and the sec-
ond one, an allograft named GraftJacket® from human skin. The 
authors remind that grafts of dermis origin have better mechanical 
properties than matrices derived from SIS that were previously 
described. TissueMend® and GrafJacket® presented almost the 
same strength. They both improved tendon repair compared to su-
ture alone. Lee et al. (2008) also used GraftJacket® matrix to aug-
ment tendon repair [78]. Clinical tests on Achilles tendon rupture 
were performed. At 3 months, patients recovered full range of mo-
tion and no re-rupture happened. The return-time to activity was 
about 12 weeks, which is quite encouraging.  
 Rather than choosing between xenografts and allografts, 
Hollawell et al. (2015) decided to combine them for Achilles ten-
don repair [79] . They used the allograft to span the gap between 
the two tendon ends and the xenograft (Inforce® Reinforcement 
Matrix) to secure the repair site. This graft combination improved 
the mechanical properties and physiological function, and patient 
pain was reduced. Some further investigations of this new strategy 
must be performed to better quantify its benefits. 
 Those acellular matrices either from animal or human origin 
show great advantages, overcoming the host reaction concerns and 
leading to good mechanical properties. Herbert et al. (2015) evalu-
ated different decellularization processes needed to obtain such 
materials [80]. They studied the effect of using acetone or chloro-
form as fat agent reduction and antibiotics or peracetic acid as 
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biodecontaminants. They showed that the tensile strength and 
Young modulus of acellular porcine super flexor tendons are in the 
same range as the native one before the decellularization. However, 
this process altered the matrices properties at the low strains in the 
toe region where the crimp should play its shock absorber role. A 
potential way to overcome this problem is to reproduce this wavy 
structure. Branch et al. (2011) adopted this strategy with allograft 
for Achilles tendon repair [81]. They cut a human dermal acellular 
mesh in a z-wave shape, which finally looked like an accordion. 
They performed inlay surgery with a “strip and shoelace” weave. 
No re-rupture occurred and only one over the 3 case reports pre-
sented adhesion with the surrounding tissues.  
 Regarding the loss of cellular material due to the decellulariza-
tion process, cell-based therapy combined with allografts emerged. 
Gaspar et al. (2015) reviewed the different cell strategies [82]. Be-
fore being implanted on the tendon injury sites, grafts can be sewn 
with cell suspension to enhance tendon regeneration. They high-
lighted the fact that the cell type chosen is crucial. Indeed, tenocytes 
or dermal fibroblasts are already differentiated, but their available 
quantity is limited. Progenitor stem cells overcome this issue, but 
can lead to bone ectopic formation. Finally, induced pluripotent 
stem cells may also be used on grafts. However, they raised the 
safety and efficiency problems. Güngormüs et al. (2016) used teno-
cytes and seeded them on decellularized rat tendons [83]. Finally, 
they implanted the cell-seeded scaffold in a rat model. No immune 
reaction occurred and their other results suggested that this scaffold 
improve mechanical properties of the repair. 
 Even if xeno- and allografts present some advantages, the ma-
trix alteration due to the decellularization process is a problematic 
issue as it alters mechanical properties and leads to antigenic re-
sponse [84]. Since it is essential to augment tendon with grafts hav-
ing similar range of strength, synthetic grafts have been developed 
and are currently used in clinical practice. 
Synthetic grafts 

 Two categories of synthetic grafts are used to augment tendon. 
The non-resorbable grafts persist in the body and act as a substitute 
to overcome the lack of tissue. On the contrary, resorbable grafts 
are degraded by the body and support the fibrous ingrowth [85].  
 Non-resorbable grafts are commonly made of synthetic poly-
mers such as polyester (Dacron®), polytetrafluoroethylene (PTFE 
or Teflon®) [86], and silicone rubber [87]. Such materials are al-
ready clinically used. Morrey et al. (2016) evaluated non resorbable 
polypropylene mesh commercially available (Marlex®) on 8 quad-
riceps tendons ruptures (knee) [88]. No re-rupture occurrence and 
good range of motion were the main advantages of this synthetic 
augmentation. As they tested it on a small cohort, with no mechani-
cal evaluation, further studies are needed. Abdullah et al. (2015) 
evaluated the use of polyethylene teraphtalate (PET) mesh called 
Ortho-Tape® [89]. They explored this new device on two patients 
who needed hand surgery because of massive tendon loss. Promis-
ing physiological results were shown. Melvin et al. (2010) devel-
oped their own device Orthocoupler®, made of 32 bundles of thou-
sand PET fibers [90]. They implanted it in a goat model. Sixty days 
after the surgery failure forces for the specimens with the synthetic 
graft were 2.5 times higher than for sutures in the control group. 
Sutures were too fragile compared to the Orthocoupler® which is 
anchored and sutured in the muscle reinforcing the musculo-
tendinous junction. It allows reinforcing the musculo-tendinous 
junction.  
 Finally, another criteria is the prevention of the tendon sheath 
adhesion. Non-resorbable grafts made of Teflon seem to be the 
appropriate candidates. Indeed, Williams et al. (1964) tested them 
on a dog model and compared them with autologous grafts [86]. 
Adhesions with the surrounding tissues were clearly observed for 
autogenous grafts, whereas Teflon graft surfaces glided and allowed 

free joint motion. However, they reported some surgery problems 
as the solid anchoring of the Teflon grafts on tendon.  
 Non-resorbable grafts present some advantages such as their 
biocompatibility, their strength and the absence of adhesion with 
the tendon site. Nevertheless, they cannot be degraded, and are 
generally complicated to implement.   
 Resorbable grafts may overcome some of those issues. They 
can be composed of carbon ([91], [92]), polyglactin [93], polygly-
colic acid (Dexon®) [94], or polylactic acid [95]. In the 1970s, 
Jenkins et al. (1980) investigated flexible carbon implants for liga-
ment or tendon injuries. Special affinity of the living tissue with 
carbon was observed [91]. Moreover, carbon based scaffolds en-
hance the mechanical properties of the tendon and improve the 
alignment of collagen neo matrix. However, fragmentation of this 
kind of material often occurs and may lead to some irritation of the 
joint. Finally, they should not to be used close to metallic implants 
as they can react together. To overcome these drawbacks, Alexan-
der et al. (1983) tried to coat carbon implants with polylactic acid 
but could not reduce the fragmentation process [96]. 
 In this way, Cao et al. (2001) used unwoven polyglycolic acid 
fibers, which they assembled in a cord shape and wrapped with 
acellular intestinal submucosa membrane [97]. Tenocytes were 
cultured on it. Then, they created a 2.5 cm long defect in the second 
digital flexor profundus tendon of hen and repaired it with the cell-
scaffold. They harvested the specimens at 8, 12 and 14 weeks and 
performed histological observations. The longer the graft stayed in 
the body, the better were the biomechanical properties. The authors 
suggested that a minimum time was required for a good tissue re-
modeling of the tendon. Histological results showed that the neo-
tendon contained a large amount of tenocytes and presented its own 
structure, easy to distinguish from native tendon.  
 Synthetic polymer scaffolds can also be designed as a tissue 
mesh. Shoaib et al. (2016) performed surgical repair in 7 patients 
suffering from symptomatic chronic Achilles tendon rupture with a 
bio-absorbable polyurethane polymer device (Artelon®) [98]. Arte-
lon® can be seen as the resorbable equivalent of the Ortho-Tape® 
previously described. They compared this synthetic tendon aug-
mentation to the Krakow suture alone. Better results were shown 
with the Artelon® graft. The authors also suggested that this device 
could be used for defect larger than 5 cm. Finally, they recom-
mended combining it with non-resorbable suture in order to secure 
the augmentation over the years. 
 We have seen that synthetic grafts show promising results for 
tendon repair and in particular for the mechanical properties. How-
ever, some concerns persist as they may lead to foreign body re-
sponse. This is also the same for xeno-allografts, and in the case of 
autografts, new lesions are created that may lead to secondary sur-
gery in case of local degradation. Clinical practices or devices to 
repair tendon get closer to the ultimate goal, but they often lack 
specific criteria as strength or body tolerance. This is why some 
new scaffolds based on biocomponents are currently being devel-
oped.  Such engineering is not straight-forward and needs to meet 
several strict specifications that we will discuss below. 

4. SCAFFOLD DESIGN SPECIFICATIONS FOR TENDON 
REGENERATION 
 Scaffolds for reconstruction must meet several requirements as 
tendons are such specific tissues, with multiscale order and high 
mechanical solicitations. These are dependent on the site aimed for 
reconstruction. Indeed, tendon size and shape can vary greatly, in 
function of the location in the body. Whereas rotator cuff and patel-
lar tendons are sheet-like, length and width being in the same order 
and much greater than the thickness, Achilles tendons are rather 
unidimensional, in a rope-like manner shape [99]. Typical dimen-
sions are given in Table 2. Mechanical properties can also vary 
according to sites and persons, with Young modulus ranging from 
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0.5 to 1.9 GPa, ultimate tensile strength from 50 to 120 MPa and 
strain at break between 5 and 20% [100] [101]. Scaffolds must meet 
as much as possible these properties to resist solicitations and pro-
mote cell differentiation [102]. Even though tendons and ligaments 
are sometimes indiscriminately named in papers given their simi-
larities, they do exhibit differences when it comes to mechanical 
properties. Ligaments are usually not as stiff (modulus from 5 to 
450 MPa) and strong (UTS between 1 and 50 MPa) as tendons and 
are more elastic (strain at break from 10 to 40 %) [101]. Another 
specificity that the scaffolds must mimic is the uniaxial structure of 
tendons, aligned along the direction of load. To obtain neo-tendons 
by promoting cell alignment and differentiation, scaffolds should 
mimic this anisotropy. The influence of scaffold anisotropy has 
been widely investigated, by using microgrooves in the micrometer 
scale for instance [103][104]. Scaffold alignment may be important 
down to 100 nm, based on the work of Van Delft and co-workers 
[105].  
 Scaffolds for reconstruction must also comply with general 
specifications for regenerative scaffolds. Biocompatibility is an 
obvious specification but its definition is not straightforward and 
has evolved with time. Now, it goes further than the old definition, 
i.e. the absence of immune rejection or toxicity, called “bio-
tolerable” by Mertz [106], adding “the ability of a device material 
to perform with an appropriate host response in a specific situation” 
[107]. Scaffolds should not be inert to the body but bioactive, pro-
moting cell adherence and proliferation. Scaffold porosity is here 
paramount to ensure exchanges and cell penetration. Besides, the 
scaffold must be regenerative, enabling cell to differentiate and 
adopt the relevant phenotype to reconstruct the ECM. Many pa-
rameters are at stake here such as mechanical properties of the scaf-
fold, its structure and alignment as well as chemical cues [102] of 
the ECM or growth factors. To allow good regeneration, the scaf-
fold should at least be biodegradable or even better, bioresorbable, 
based on definitions given by Vert [108]. This includes the degrada-
tion and the elimination of the polymers and by-products. Time of 
degradation and the subsequent change in mechanical properties are 
also crucial for tendon reconstruction but very seldom investigated 
due to the complexity of such a study. To assess the question, 
works on small intestinal submucosa (SIS) in canine Achilles ten-
don repair, carried by Badylak et al. (1995) and then Gilbert et al. 
(2007) are valuable. Badylak et al. (1995) reported full use of the 
injured leg by the dogs after 9 to 13 weeks and recovery of injured 
tendon strength after 12 weeks as assessed by tensile testing [109]. 
Degradation rate of SIS was investigated by Gilbert et al. using 
carbon 14 measurements, showing 60% loss after 4 weeks and total 
degradation after 2 months [110]. Thus, we can hypothesize that 
time span aimed for degradation should be around two months and 
that, after degradation of the scaffold, recovery and strengthening 
continue in the month scale.   
 Last but not least is the processability of the material. This fac-
tor is key to meet the specifications listed above and remains one of 
the main challenges for biomaterials, as the processing should not 
degrade their properties. 
 In this review, we will focus on the use of collagen I for tendon 
reconstruction as it is the main component of tendons and because it 
is biocompatible and degraded by enzyme with low inflammatory 
response [111][112]. It also promotes cell adhesion [113][114] and 
differentiation [102], and is one of the most favorable biomaterials 
for cell survival compared to cheap and easy to use alginate for 
instance, or to chitosan [115]. It is thus a promising material that 
fuels much innovative research [116].  

5. COLLAGEN BASED TECHNIQUES 
 As collagen I fulfills the requirements for regenerative scaffolds 
listed in Table 2, the main challenge is to process it to obtain sig-
nificant mechanical properties and structure for tendon repair. This 
section will describe collagen-based techniques, which favor the 

production of anisotropic complex architectures, with a particular 
emphasis on collagen alignment at multiple length scales to better 
mimic tendon structure. Although promising results for tendon 
repair have been obtained with isotropic materials such as collagen 
sponges [117], the focus will be laid on the development of scaf-
folds which 3D organization aims at providing mechanical support 
and cell guidance for regeneration.  
5.1. Extrusion 

 The extrusion process consists in forcing a material or a solu-
tion to pass through a die, giving its shape to the resulting extru-
date. This method provides bars, tubes or fibers with a high produc-
tion rate (few cm/s [118]). Collagen solution extrusion was first 
developed in the 1960s to create new biosutures for ophthalmic 
surgeries [119]. Since then, the potential of this molecule was high-
lighted leading to its widespread use in tissue engineering. Collagen 
solution extrusion is quite easy to implement requiring only a sy-
ringe, a needle or tubing, a collecting bath and a device to control 
the flow rate (syringe pump) (Fig. 5A). Basically, to produce colla-
gen threads the syringe is filled with a collagen solution and 
mounted in the syringe pump. Then, the solution will pass through 
the tubing and will go out in a bath containing the fibrillogenesis 
buffer. Finally, some other post-production processes can be per-
formed [118], [120]-[126]. Self-assembly of collagen may occur 
either with a pH transition when using an acidic collagen solution 
and a basic to neutral pH buffer, or through a temperature jump for 
cooled neutral collagen solution. In most studies, the collagen is 
extracted from rat tail (RTT) or bovine Achilles tendons (BAT). 
Zeugolis et al. (2008) compared the properties of threads made of 
RTT or BAT acidic collagen [121]. By scanning electron micros-
copy, they observed no significant differences in the substructure of 
the collagen fibers in the two kinds of threads. Collagen concentra-
tion of solution commonly used ranges from 5 mg/mL to 30 mg/mL 
in acidic conditions (pH=2) [118], [121], [123], [125]-[127]. For 
the fibrillogenesis buffer, the same basis is found in different stud-
ies: 135 mM of NaCl, 30 mM of TES (tris(hydroxylmethyl)methyl-
2-aminoethane sulphonic acid) and 30 mM sodium phosphate diba-
sic with a resulting pH of 7.5 [122], [123], [125], [126]. Other buff-
ers as phosphate saline buffer (PBS) [124] or polyethylene glycol in 
sodium phosphate dibasic and monobasic [118] are also used. 
Characteristic dimensions of collagen threads, obtained by this 
technique, range from 100 µm to 1 mm for wet diameter and 
around 20 µm to 100 µm after drying [118], [122], [123], [125]. 
The length depends on the syringe volume capacity and the inner 
diameter of the tubing. In general, the mean thread length obtained 
by this technique ranges from few centimeters to about one meter. 
Mechanical properties of collagen strands have been measured in a 
routine manner for dry conditions and, less frequently, in wet con-
ditions. Cornwell et al. (2007) measured Young modulus of wet 
collagen fibers around 4 MPa [127]. Regarding the elastic modulus 
of native tendon, those fibers are between 2 and 3 orders of magni-
tude “weaker”. For the ultimate tensile strength (UTS), Cavallaro et 
al. (1994) [118], Cornwell et al.  (2007) [127] and Dunn et al. 
(1993) [125] obtained results ranging from 1.2 to 10 MPa. Dunn et 
al. (1993) also observed that UTS decreases when the fiber diame-
ter increases. So, in wet conditions, which mimics physiological 
environment, mechanical properties of collagen fibers are still far 
from that of native tendon (Table 2). This is why different cross-
linking (CXL) agents are commonly used to improve those charac-
teristics. Cross-linking process consists in creating new bonds be-
tween collagen molecules with chemical species or external excita-
tion sources. The most commonly used on collagen threads are 
glutaraldehyde, carbodiimide (EDC), cyanamide, hydroxysuc-
cinimide (NHS) and dehydrothermal treatment (DHT), simple dry-
ing process, or ultra violet (UV) exposition. 
 Kato et al. (1989) have shown that they can produce collagen 
threads cross-linked with glutaraldehyde having an UTS of 50 to 66 
MPa in wet conditions. Those results are in the same range than 
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UTS of rat tail tendons (33 to 39 MPa). The UTS is divided by a 
factor 2 for severe dehydration and for EDC treatment. As for 
Young modulus, they reach 400-500 MPa with glutaraldehyde CXL 
process. Zeugolis et al. (2008) evaluated mechanical properties of 
collagen threads hung and dried at room temperature [121]. Young 
modulus of those strands ranged from 1 to 3 GPa and UTS from 0.2 
to 0.3 GPa. These results have similar values as native tendon (Ta-
ble 2). However, we have to keep in mind that in this case, tensile 
testing is performed in dry conditions, which are not close to the 
physiological ones. As for Kato et al. (1989), they lose on average 3 
orders of magnitude in wet conditions. Finally, to have as many 
bonds as possible, some combinations of CXL processes can be 
used (dehydrothermal with cyanamide [125] etc). 
 The alignment of collagen fibrils inside the collagen threads is 
also a parameter to take into account. The extrusion technique has 
the main advantage to induce collagen fibrils alignment in the lon-
gitudinal axis, thanks to the high constraints applied when collagen 
solution is forced to pass through the narrow die ([118], [124]). 
This phenomenon can be further increased by stretching the threads 
[122].   
 Lai et al. (2011) observed that, in vitro, human fibroblasts cul-
tured during 1 or 2 days have an elongated shape following the 
longitudinal axis of the collagen fibrils [124]. This suggests that 
there is some contact guidance of the cells on the collagen threads 
structure. Cornwell et al. (2007) highlighted the problem of CXL 
post-processes on collagen threads. Indeed, they observed that fi-
broblast migration rate decreased by using CXL agents [127]. A 
compromise between the improvement of mechanical properties 
with CXL techniques and the upgrading of cell proliferation must 
be found. To go further, Dunn et al. (1993) implanted their collagen 
threads in subcutaneous space of the rabbit during 4 weeks. The 
threads were surrounded by a fibrous tissue and were colonized by 
inflammatory cells and fibroblasts [125]. Threads crosslinked with 
DHT combined with cyanamide were degraded over 4 weeks. 
Cavallaro et al. (1994) also had promising results in a canine liga-
ment model and a rat abdominal repair model that can be trans-
posed for tendon repair [118]. They noticed the neovascularization 
and the cell infiltration in the collagen threads. In both studies, no 
rejection of the collagen scaffolds was observed.  
 

5.2. Electrospinning 

 Electrospinning is a widespread technique for fibrous scaffold 
production. This method, based on a simple and inexpensive set-up, 
uses an electrical field to cast various materials, such as polymer 
solutions or melts, into fibers, making it attractive for tissue engi-
neering. Briefly, a high voltage is applied between a grounded tar-
get and a needle supplied with the liquid of interest, leading to 
charge accumulation at the liquid surface [128], [129]. For suffi-
ciently high voltage, the surface tension is overcome, leading to the 
formation of a liquid jet that forms a fiber which dries and is col-
lected on the target, resulting in a fibrous mat (Figure 5B). 
 To achieve electrospinning of a polymer solution, many re-
quirements must be met. In addition to the setup parameters such as 
voltage or solution feeding rate, and the ambient conditions such as 
temperature and humidity, intrinsic characteristic of the solution are 
paramount to electrospin it.  Ideal solutions must have low surface 
tension and high conductivity [130] and must be viscous enough to 
form a stable jet that does not break before drying [131] but not too 
much to ensure sufficient flowability [132] and dry fast before 
reaching the collector [133]. Usual solvents such as acetic acid lack 
the viscoelastic properties needed to form a stable jet and do not 
evaporate fast enough before reaching the collector [133]. Collagen 
electrospinning was achieved using fluoro-alcohols such as 1, 1, 1, 
3, 3, 3-hexafluoro-2-propanol [134]-[136] and 2, 2, 2-
trifluoroethanol [137]. However, such a process was proven to de-
nature collagen [133], [138]. Indeed, resulting collagen is soluble in 
water, does not exhibit characteristic D-banding under transmission 
electron microscopy and has lower denaturation temperature. Fur-
ther proofs were given thanks to circular dichroism, electrophoresis 
and infrared spectroscopy. Attempts succeeded in electrospinning 
collagen in benign solvent such as Phosphate Buffer Saline and 
ethanol mix [130] or acidic solution with poly(ethylene oxide) 
[139], [140]. Bürck et al. (2013) demonstrated that collagen fiber 
electrospun from this solvent did not preserve much better the na-
tive structure of collagen and that part of the denatured collagen 
was intrinsically due to the electrospinning process and not to the 
solvent [133]. 
 Recently, Elamparithi et al. (2015) reported successful electro-
spinning of collagen in 97: 3 acetic acid: DMSO mix with fibers 
exhibiting the characteristic D-banding of native collagen [141]. 

 

 

 

 

 

 

 

 

 

Fig. (5). Schematics and resulting scaffolds of extrusion (A) and electrospinning (B) techniques. (A) Top: Schematic of the extrusion protocol where 
acidic collagen solution held in the syringe is forced to pass through the tubing and arrives in the fibrillogenesis buffer which induces the thread formation. 
Bottom: collagen thread extruded from an acidic solution at 30 mg/mL observed under optical microscope (left) and under scanning electron microscope 
(right) (Authors, non-published work). (B) Schematic of the electrospinning protocol where a high voltage is applied between the nozzle and the collector, 
forming a jet of the polymer solution that dries into fiber. Inset: Resulting fibrous mat from a solution in 1,1,1,3,3,3-hexafluoro-2-propanol (Adapted with 
permission from Bürck et al. (2013) [133]. Copyright 2016 American Chemical Society). 
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However, no further investigation on native collagen content was 
carried out. The cross-linking of the resulting fibrous mat after elec-
trospinning with 1-ethyl-3(3-dimethylaminopropyl) carbodiimide 
hydrochloride does not allow for water solubility test and give sur-
prisingly low mechanical properties with modulus and tensile 
strength at maximum load of a few kPa. This may be suitable for 
non-load bearing tissue reconstruction such as cardiac tissue, aimed 
by the authors, but not for tendon reconstruction. 
 Thus, electrospinning of collagen for tendon reconstruction 
seems only relevant when collagen is co-electrospun with biode-
gradable synthetic polymers such as poly(l-lactide-co-ɛ-capro-
lactone) [142] or poly(L-lactic acid) [100], as it improves biocom-
patibility of synthetic polymers. For instance, an interesting work 
was published by Ladd et al. (2011) who electrospan two different 
polymers with collagen to reproduce the musculo-tendinous junc-
tion: the poly(L-lactic acid), being stiffer, for the tendon part and 
poly(ɛ-caprolactone) for the muscle part [100]. Whereas the syn-
thetic polymers provide mechanical strength, the collagen promotes 
good cell viability close to 100% after 7 days of both C2C12 
myoblasts and NIH3T3 fibroblasts seeded on each part. 
 
 

5.3. Freeze-casting 

 Freeze-casting, also called ice-templating, is a common tech-
nique to produce highly porous scaffolds from solutions or suspen-
sions in solvents such as water or camphene. Considering a water 
based polymer solution, by simply freezing it, phase segregation 
occurs between ice crystals and a phase concentrated in polymer 
(Fig. 6A & B). After freezing, the sample is freeze-dried under 
vacuum, sublimating ice crystals (Fig. 6B) and results in a dried 
polymer sponge (Fig. 6C). Depending on the protocol used and the 
parameters chosen, such as cooling rate, final temperature or size 
and shape of the vessel, it is possible to favor different crystalline 
structures and grow ice crystals of different sizes, thus tuning size 
and shape of the pores [143].  
 Enabling production of highly porous and anisotropic scaffolds, 
ice templating of collagen seems promising to promote cell prolif-
eration, alignment and differentiation required for tendon recon-
struction. The pores usually obtained in freeze-cast collagen 
sponges, ranging from 50 to 300 µm, are optimal for cell culture. 
Switching from small to large pores can be easily done, by decreas-
ing final temperature or cooling rate, or by crystal annealing [144].  
 

Table 2. Requirements for an ideal scaffold for tendon repair with description and quantitative criteria when assessable. 

 Requirements! Descriptions! Criteria! Refs.!

Rotator cuff tendon ! 3 x 21 x 17 mm!

Patellar tendon! 5 x 33 x 59 mm!Size / Shape!
Scaffold size and shape depend on the site of the 
tendon to be reconstructed!

Achilles tendon! 5 x 14 x 120 mm!

[Verdiyeva 
2015]!

Young Modulus! 0.5 - 1.9 GPa!

UTS! 50 – 120 MPa!
Mechanical 

Strength!
Can bear usual mechanical sollicitation throughout 
the healing process and promote cell differentiation!

Strain at Break! 5 – 20 %!

[Ladd 2011, 
Jung 2009]!Te

nd
on

 m
im

et
is

m
!

Alignment!
Alignment in the direction of the load to promote 
cell alignment and differentiation!

Size threshold! 100 nm!
[Van Delft 

2008]!

Biotolerable!
Absence of immune rejection from the scaffold and 
its degradation products in vivo (and non toxic)!

Non cytotoxic, genotoxic, carcinogenic …!

Bioactive! The scaffold promotes cell adhesion and survival!
Must be porous to allow exchange with medium 
Good colonization and viability of the cells on the scaffold!

Regenerative!
The scaffold fosters the formation of a new tendon 
by inducing cell differentiation !

No observable difference between the new and old tendons!

Te
m

po
ra

ry
 b

io
co

m
pa

tib
le

 sc
af

fo
ld
!

Biodegradable 
/resorbable!

Degradation of the scaffold to leave room to the new 
tendon/and elimination of degradation products!

Time range :! 2 to 3 months!
[Gilbert 

2007, Bady-
lak 1995]!

Pr
oc

es
s!

Tunability!
The material can be shaped in a controled way to 
suit different location and achieve hierarchical struc-
ture!

Control of the structure from molecular to macroscopic 
scale, and tunable size and shape of the scaffold!
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Fig. (6). Freeze-casting setup schematics (A) with the paths followed on 
the water phase diagram (B) and a resulting collagen sponge observed 
under SEM (C) and a pre-fibrillated collagen scaffold after freeze-
casting (D).  (A) Freeze-casting schematic where a collagen solution is 
directionally frozen on a metallic cooled plate, which other side is dipped in 
liquid nitrogen and which temperature is controlled thanks to a thermocou-
ple and a heating coil; causing segregation between ice crystals and a con-
centrated phase in collagen. (B) Water phase diagram schematic where the 
path followed during freeze-casting (1) and then freeze-drying (2) is drawn. 
(C) An isotropic collagen sponge observed under SEM (Adapted from Da-
videnko et al. 2015 [150], Creative Common License). (D) SEM picture of 
Lowe et al.’s longitudinal scaffold, pre-fibrillated before freeze-casting in a 
high aspect ratio vessel (Adapted with permission from Lowe et al. 2016 
[151]. Copyright 2016 American Chemical Society) 
 

 Even though the principle of freeze-drying seems simple, the 
physics behind is not straightforward. Pawelec and co-workers have 
realized interesting observations on collagen solution freeze-casting 
and the dependence of pore size [145] and anisotropy [146] upon 
parameters. They also investigated the effect of the addition of 
NaCl and sucrose [147], and of heat transfer between the mold and 
the heat sink [148] on collagen freeze-casting. They took their work 
one step further by culturing ovine primary patellar tendon cells on 
freeze-casted collagen uniaxial and anisotropic sponges in a fibrin 
gel [149], exhibiting higher cell proliferation, metabolism and ma-
trix production thanks to fibrin gels and a cell phenotype control by 
the collagen scaffold structure.  
 Whereas Pawelec and coworkers mainly focused on the freeze-
casting of the collagen itself, Caliari and coworkers rather investi-
gated cell culture on freeze-casted scaffolds for tendon reconstruc-
tion. Using collagen mixed with glycosaminoglycan (10: 1) (Coll-
GAG), Caliari and Harley demonstrated that pores above 150 µm 
were more favorable for cell proliferation and metabolism [152] 
while a mix of Insulin Growth Factor 1 (IGF-1) with Growth/ Dif-
ferentiation Factor 5 (GDF-5) was more effective to promote cell 
proliferation, collagen production and tendon associated structural 
protein gene expression [153]. Given the relatively low mechanical 
properties of collagen sponges (modulus around 800 kPa in dry 
state), Caliari et al. (2011) made an attempt to compensate this by 
wrapping the freeze-casted scaffold in a collagen air dried mem-
brane crosslinked with 1-ethyl-3-[3-dimethylaminopropyl] carbodi-
imide hydrochloride and N-hydroxysulfosuccinimide, resulting in a 

core shell scaffold with a 8 MPa modulus, UTS between 0.3 and 0.9 
MPa and strain at break from 10 to 25 % [154]. Ice templating be-
ing also promising for bone reconstruction research, they also pro-
duced a bi-component material Coll-GAG/ Calcium phosphate 
mineralized Coll-GAG (CaP Coll-GAG) scaffold to mimic bone-
tendon junction, together with specific growth factors on each side 
to study the impact on mesenchymal stem cells (MSCs) [155]. Each 
side exhibited up-regulation of pro-osteogenic and pro-tenogenic 
genes in the CaP Coll-GAG and Coll GAG parts respectively.  
 In most articles, two points are not tackled. The first and more 
important one is the self-assembly of collagen, which could im-
prove mechanical properties, cell adhesion and differentiation 
[113], [114]. The second one is the shape of the scaffolds that dif-
fers from tendons. Since the geometry of the vessel and its filling 
height highly impact the scaffold structure, any modification of the 
former will impact the latter. This increases the difficulty to mimic 
living tissues with this method. However, Lowe et al. addressed 
those two problems [151]. By ice-templating self-assembled colla-
gen, they produced high aspect ratio and highly aligned porous 
collagen scaffolds (Figure 6D) that could be suitable for Achilles 
tendon for instance. Uniaxial micro features at the surface enabled 
rat dermal fibroblasts and chick dorsal root ganglia explants align-
ment. Precise pore analysis was not reported, neither cell culture 
inside the scaffold. It should be noted that the scaffolds were ob-
tained without any cross-linkers, and that even though the mechani-
cal properties of the scaffold are low (Young modulus ~600 kPa, 
UTS 150 kPa, strain at break 110%), they are in the same range as 
those obtained with cross-linked but not fibrillated scaffolds [154]. 
The addition of carbodiimide cross-linker could further stiffen the 
material. 
 On the way to improve mechanical strength and modulus of 
scaffolds, an innovative design was developed by Mozdzen et al. 
[156]. They freeze-casted a collagen-GAG solution into a 3D 
printed acrylonitrile butadiene styrene (ABS) array. Even though 
ABS may not be the most suitable polymer for tendon reconstruc-
tion because of its lack of biocompatibility [157], the composite 
design of this scaffold is of interest. It combines the mechanical 
strength of ABS with the high biocompatibility of collagen spon-
ges. Comparing sinusoidal ABS fiber arrays of different amplitude 
to straight ABS fiber arrays, they were able to tune elastic proper-
ties of the scaffold in a crimp-like fashion. This gives a glimpse of 
the promises held by 3D printing for tissue reconstruction. 
5.4. 3D Printing 

 3D printing, or additive manufacturing, has breached in most 
good manufacturing sectors in the last few years and tissue recon-
struction is no exception. Based on the knowledge acquired on scaf-
fold manufacturing and facing new intrinsic problems, it gives high 
hopes for its capacity to design complex macroscopic shapes of 
scaffolds as seen in the previous paragraph, as well as enable pre-
cise cell deposition. It consists in a layer-by-layer computer aided 
deposition that enables the construction of 3D structure designed on 
the computer. 
 This technique is currently used in research on skin, cartilage, 
bone, aortic valve [158]. Different methods of deposition have been 
developed such as inkjet, extrusion (Figure 7A left) or laser-assisted 
bioprinting [158]-[160], as well as different hydrogel based inks, 
called bio-inks [115]. The use of collagen as an ink for 3D printing 
raises an obvious interest and is investigated especially for bone 
[161]-[163] and cartilaginous tissue reconstruction [164], [165]. 
However, current research face difficulties to obtain self-standing 
3D printed structures. Thus, collagen is often used to enhance the 
bioactivity of widespread bioinks such as alginate [166], [167] or 
agarose [162] that are cheap and easy to use but show lower bioac-
tivity compared to main components of the ECM. It is also used 
with calcium phosphate [161] for bone reconstruction or mixed 
with fibrinogen [168] that is easy to crosslink. 



12    Current Pharmaceutical Design, 2017, Vol. 23, No. 00 Rieu et al. 

 Other techniques to print collagen self-standing structures are 
the deposition of collagen on a cold plate to freeze the solution 
when deposed [169], [170], or the use of sacrificial negative molds 
[171], [172]. An original process that is worth mentioning is the 
printing of a core-sheath collagen-alginate structure [173]. 
 Here again, collagen is sometimes used without inducing fibril-
logenesis. Besides, the protocols used can be too harsh to incorpo-
rate cells in the bio-ink, preventing the use of additive manufactur-
ing to deposit cells in an accurate and homogeneous way. A few 
articles deal with pure collagen self-assembled during or after print-
ing [164], [174]. However, for collagen [174] as well as for fibrino-
gen [168], this leads to tedious protocols where the scaffold is incu-
bated, after each layer printing, either at 37°C or with thrombin 
respectively. 
 One currently adopted strategy is the printing side-by-side of an 
artificial biodegradable polymers and a bio-ink with incorporated 
cells. The artificial polymer confers mechanical integrity to the 
scaffold whereas the bio-ink allows exact cell deposition with suit-
able bioactivity [168], [175]. To our knowledge, despite the control 
on porosity, macroscopic structure and cell incorporation that this 
technique offers, no article about 3D printing of collagen for tendon 
reconstruction has been published yet. This can be explained by the 
difficulty of handling collagen and the poor mechanical properties 
obtained with collagen in other domains such as extrusion. As col-
lagen is often used with other bio-inks for its bioactivity, some 
chose gelatin instead for its lower price. For instance, Merceron et 
al. (2005) published the co-printing of two synthetic polymers 
polyurethane (PU) and poly(ɛ-caprolactone) (PCL) together with a 
bio-ink based on hyaluronic acid, fibrinogen and gelatin, to repro-
duce the musculo-tendinous junction [176]. The bio-ink contained 
C2C12 myoblasts on the PU side while the bio-ink on the stiffer 
PCL side contained NIH/3T3 (Figure 7A top right). The construct 
exhibited good cell viability (Figure 7A bottom right), high cell 
alignment and characteristic musculo-tendinous gene upregulation. 
They highlighted the ability offered by 3D printing to deposit dif-
ferent cell types in precise locations, paving the way to complex 
multicellular scaffolds for regeneration. 
 

5.5. Electrochemical Techniques  

 Applying an electric field to a collagen I monomer solution 
enables to control the spatial aggregation of molecules, resulting in 
collagen membranes [177] or bundles measuring 50 to 400 µm in 
diameter and several centimeters in length [178]. Electrochemical 
reactions primarily due to the electrolysis of water create a pH gra-
dient. In the pH region corresponding to the isoelectric point, the 
collagen becomes less sensitive to the electric field and stops mi-
grating due to global neutral charge (Figure 7B top and bottom left, 
[179]). In these biomimetic constructs small fibers are highly ori-
ented along the bundle axis, increasing the mechanical properties as 
compared to randomly oriented controls, and inducing an alignment 
of tendon derived fibroblasts that migrate into braided bundles 
[178]. Isoelectric focusing technology was further adapted to en-
hance directional neuronal growth [180]. This study also unraveled 
the underlying hierarchical structure, with nanofibrils aggregating 
into ~500 nm diameter D-banded fibrils that align to form larger 
entities. The influence of phosphate buffer and incubation time 
on strength and D-banding pattern of the electrochemically aligned 
collagen (ELAC) threads was also studied and advocated PBS 1X 
during 12h as the optimal fibrillation buffer [181]. After 96h incu-
bation, Young modulus could attain 6 MPa in wet conditions. The 
ability to induce tenogenic differentiation of human MSCs was 
evidenced on the threads with the increase of tendon specific mark-
ers such as scleraxis and tenomodulin [182]. An in vivo study was 
led to assess the response of rabbit patellar tendon (PT) to braided 
ELAC threads [183]. Four months post-implantation, cross-
sectional area, mechanical properties and tendon-fascicles content 
of the PTs treated with ELAC were optimized as compared to con-
trols, but these differences were not evident anymore after 8 
months. A low-grade granulomatous inflammation was observed at 
4 months but it spontaneously diminished between 4 and 8 months. 
Different crosslinking strategies were investigated to improve the 
mechanical properties of ELAC threads, and the increase of genipin 
concentration in conjunction with highly concentrated ethanol was 
advocated [184]. Further processing was made with the fabrication 
of collagen textiles (Fig. 7B bottom right) by weaving ELAC triple 
threads after twisting continuous ELAC threads obtained with a 

 

 

 

 

 

 

 

 

 

Fig. (7). Schematics and resulting scaffolds of extrusion 3D printing and electrochemical techniques (B). (A) Left: schematic of 3D printing 
setup where a dispensing unit is monitored in the three directions of space by a computer to deposit bio-ink layer by layer. Top right: 3D printed scaffold to 
reproduce myo-tendinous junction, accurately seeded with DiO-labeled C2C12 myoblasts (green - top) and DiI-labeled NIH/3T3 fibroblasts (red - bottom) 
after 1 day in culture. Bottom right: Same scaffold after 7 days in culture exhibiting the interface region in yellow.  (B) Top: schematic of the electrochemical 
technique where a voltage is applied to a collagen solution between the anode and the cathode, creating a pH gradient and inducing collagen migration to the 
isoeletric point (pI) region and alignment of the molecules. Bottom left: picture of a thread of electrochemically aligned collagen (ELAC) between the two 
electrodes observed with polarized microscopy. Bottom right: picture of a scaffold woven from triple ELAC threads twisted together. (A, top and bottom right) 
adapted with permission from Merceron et al. (2015) [176]. (B, bottom) adapted with permission from Younesi et al. (2015) [179].  
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kinematically rotating linear electrode pair [185]. MSCs seeded in 
the porous scaffolds underwent tenogenic differentiation, and the 
mechanical properties reproduced some aspects of the functional 
mechanics of native tendon, in particular comparable load-
displacement curves in the linear regions. Computer aided design 
that helped produce patterned electrodes enabled to obtain highly 
porous collagen scaffolds with controlled geometries that can be 
further combined to form layered structures [186]. The elastic 
modulus of these different types of constructs ranged from 5-40 
MPa.   
5.6. Cell-mediated Collagen Gel Compaction  

 Cells embedded in loose collagen hydrogels have the ability to 
compact them into denser tridimensional constructs. This cell-
mediated collagen gel contraction was first reported in 1979 by Bell 
and coworkers [187]. Among the first investigators studying this 
phenomenon, Stopak and Harris showed that it stems from cell 
contractility [188]. They also embedded fibroblastic cell explants in 
collagen gels and observed both fiber alignment and cell orientation 
along the axis between the explants. They carried out other experi-
ments in which fibroblasts, initially dispersed within a gel, could 
contract the matrix between fixed posts (Fig. 8A). This resulted in 
complex patterns of crisscrossing strands. In order to explain the 
reorientation of the different components of cellularized gels Baro-
cas and Tranquillo proposed in 1997 a mathematical model in 
which fibril alignment results from traction forces exerted by the 
cells under anisotropic conditions, such as a mechanical constraint 
or inhomogeneous cell distribution. According to this model, cells 
then align along the fibrils by contact guidance [189]. Huang et al. 
(1993) showed an increase in stiffness over time of fibroblast-
populated collagen constructs between fixed posts, and demon-
strated that lysyl-oxidase crosslinking activity was necessary for 
this mechanical enhancement [190]. Autologous bone derived 
MSCs were further used for Achilles tendon repair in rabbits [191]. 
In these experiments Young et al. (1998) used a cell-gel composite 
contracted onto a pre-tensioned suture (Fig. 8B). They showed that 
the mechanical properties were greatly enhanced 12 weeks after 
implantation in 1-cm-long gastrocnemius tendon gaps compared to 
controls implanted with suture material only. MSC-collagen com-
posites, implanted into central patellar tendon defects of rabbits, 
showed a significant improvement of the biomechanical properties 
as compared to natural repairs, with cells remaining within the re-
pair site [192], [193]. No additional benefit of increasing cell den-
sity, from 1 to 8 million per ml, was observed. Formation of ectopic 
bone in 28% of the composite grafted repairs was noticed. Lower-
ing the cell to collagen ratio in a different system, where the MSCs 
were placed into silicon dishes between fixed posts 2 weeks prior to 
implantation (Fig. 8A), showed no significant difference in material 
and histological properties between implants with 40, 000 cells/mg 
collagen or 80, 000 cells/mg collagen twelve weeks after surgery 
[194]. There was also no significant difference in mechanical prop-
erties between these implants and acellular ones, with an average 
modulus reaching 20% of normal patellar tendons.  
 Scaffold-free constructs were also obtained by self-assembly of 
collagen and non-collagenous molecules produced by rat Achilles 
tendon cells grown to confluence between two pinned sutures, serv-
ing as anchor points, for 2 weeks [195] (Fig. 8C). The obtained 
cylinders presented a tangent modulus of 17 MPa, as compared to 
27 MPa for embryonic chicken extensor tendons. Tendon-skeletal 
muscle constructs were also engineered in vitro in scaffold-free 
environment, with the reconstitution of myo-tendinous junctions 
either by co-culturing fibroblasts and myoblasts between fixed 
posts [196] or by pinning tendon constructs on muscle cell mono-
layer [197]. Fibrin has also been used as a material for tendon engi-
neered constructs. Kapacee et al. showed that in fixed length fibrin 
gels made with tendon embryonic cells, fibrin was replaced by  
 

 
 
 
 
 
 
 
Fig. (8). Schemes of various types of tendon constructs based on cell-
mediated gel compaction. On these top-views cell-gel mixtures are de-
picted pink, and the contraction process is represented over time, from top to 
bottom. (A): Principle of collagen matrix contraction between fixed posts, 
depicted white, as introduced in [187] and further developed in [188], where 
cells and collagen gels are first pipetted into wells. The cells contract the 
gels around two posts located at the base of each well. (B): Collagen gel-cell 
composite contracted onto a pre-tensioned suture, as introduced in [191]. 
Each construct was created in a glass trough, which contained a tensioned 
suture (horizontal arrows). (C): Tendon construct formation between pinned 
sutures, in the presence of cells only [195], fibrin-cell mixture [198], or 
collagen-cell mixture [201].  
 
aligned collagen fibrils within 6 days [198]. Similar tendon con-
structs were also used to investigate the role of transcription factor 
EGR1 towards tendon differentiation by means of forced Egr1 ex-
pression programmed MSCs in a fibrin gel [199]. Neal et al. (2014) 
developed a method using a PDMS mold and a second sacrificial 
mold, made of gelatin, and placed inside, to produce thin fascicle-
like constructs, ~100 µm in diameter, of fibrin hydrogel with cells 
embedded in it [200]. This strategy enabled to combine molding 
and cell-mediated gel compaction of the freely suspended hydrogel 
anchored to the PDMS walls. C2C12 mouse myoblasts alignment 
and maturation were promoted. According to preliminary work, the 
method could also be extended to 3T3 fibroblasts and horse teno-
cytes. More recent studies, led by two different groups, showed that 
fibrin gels enhance the properties of tendon-engineered constructs 
over collagen-based materials. Yeung et al. (2015) led a compre-
hensive study of chick tendon fibroblast transcriptomes inside gels 
between pinned sutures and showed that fibrin-based constructs 
recapitulated more closely gene expression that occurs during ten-
don development as compared with collagen-based ones [201]. 
Cell-synthesized collagen matrix also exhibited better fibrils align-
ment in the fibrin-based gels. Breidenbach et al. (2014) showed that 
for approximately 14 days in cell-gel mixtures between posts em-
bryo tendon/ligament progenitor cells exhibited enhanced tenogenic 
expression, collagen alignment and linear modulus with fibrin 
[202]. Still, a reduction in mechanical, biological and mechanical 
properties was observed in fibrin constructs submitted to cyclic 
stretching (2.4% strain, 1Hz, 3000 cycles/day) whereas this was 
benefic to collagen constructs. The main conclusion is that the vari-
ous parameters of mechanical stimulation must be fine-tuned for 
each type of construct.  
5.7. Other Promising Methods 

 In this section we will describe some other methods, which 
have been applied to the generation of a high anisotropy inside 
collagen solutions. They often rely on the combination of multiple 
physical phenomena, and adapted for a better processability they 
may be promising candidates to generate biomaterials for tendon 
repair. 
Magnetic Alignment 

 Torbet and Ronzière were the first to propose the magnetic 
alignment of collagen during self-assembly in solutions at low con-
centration [203]. They used magnetic field strengths between 1.9 
and 5.6 T. Aligned fibrils being in the same plane as the field, they  
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inferred the additional ordering effects of surface interactions. 
Guido and Tranquillo further showed that fibril orientation could be 
controlled by independently varying the magnetic field strength or 
temperature during fibrillogenesis, pointing out the possible orient-
ing effect of the magnetic field acting over an extended fibrillo-
genesis period due to a lower temperature [204].  When human 
foreskin fibroblasts are cultured in the gel, their orientation corre-
lates with that of the fibrils. Chen et al. (2011) showed that, in ti-
lapia fish-scale collagen solutions, fibril alignment can also be in-
duced after fibrillogenesis with magnetic fields of 6 or 12 T [205]. 
The rheological properties obtained were similar in both cases, with 
either non-prefibrillated or fibrillated and crosslinked collagen prior 
to magnetic treatment, with higher values than those of un-oriented 
gels. Those properties were dependent on strength and application 
time of the magnetic treatment. In both cases, collagen fibrils main-
tained a typical D-periodic structure of 60-70 nm. Guo and Kauf-
man (2007) showed that it was also possible to obtain fibril align-
ment with a small magnet by combining flow and magnetic field 
effect [206]. Surface modified paramagnetic iron oxide beads 
placed inside collagen solutions induce collagen alignment within 
areas of hundreds of square microns, the domains being larger when 
timescales of gelation and bead motion to the magnet poles are 
similar. Multiple layers of collagen are obtained. C6 glioma cells 
embedded in the matrix were able to remodel it by bundling the 
fibers.  
Microfluidic alignment 

 Lee et al. (2006) proposed the microfluidic alignment of colla-
gen fibrils in dilute solutions under flow, and the orientation ob-
tained appeared to be particularly efficient within PDMS micro-
channels 10 to 100 µm wide [207]. They inferred that the rapid 
attachment of fiber precursors along the channel walls and the sub-
sequent influence on new fiber growth were involved, but men-
tioned that no firm conclusion could be drawn from their experi-
ments to provide an explanation. Aortic bovine endothelial cells 
grown on the UV-crosslinked collagen matrix aligned along the 
direction of the fibers. Saeidi et al. (2009) studied the formation of 
fibrils on glass surface under the influence of flow between two 
plates [208]. The height of the microchamber could be changed 
which enabled to vary the shear rate at the walls. In this context 
self-assembly process is influenced by shear rate, as well as self-
assembly energetics and surface energy. Moderately aligned colla-
gen fibrils were obtained. They result from the aggregation of 3-5 
nm microfibrils and present no D-banding, possibly due to the dis-
tortion of the fibrillar structure by the surface energy of the glass. 
The best alignment was observed at shear rates between 20 and 80 
s-1, and above these values the fibrils would often turn down-stream 
due to instabilities. Surface bound aligned collagen I matrices were 
produced on copolymer-coated or glass substrates thanks to a mi-
crofluidic system [209]. Collagen deposited under flow was either 
pre-fibrillated or not.  The morphology of the matrices obtained 
could be controlled. Fibril coverage was directly dependent on col-
lagen concentration, with extended matrices at 0.8 mg/ml as com-
pared to 0.2 and 0.4 mg/ml. The flow rate also had a direct impact 
on the alignment of pre-fibrillated collagen, with highest alignment 
degree at 11 µl/min as compared to 4 and 0.45 µl/min. A slight 
decrease of alignment was seen on more hydrophilic surfaces. Pre-
conditioning of non-fibrillated collagen (0.8 mg/ml) in heated tub-
ing before entering the channel had a direct impact on the fibers 
obtained, which are longer and more individual after 30 minutes as 
compared to 5 and 10 minutes.  
 Recently Haynl et al. (2016) used a microfluidic chip connected 
to three syringes to produce collagen microfibers upon an increase 
in the pH and the presence of PEG [210]. The diameters of the fi-
bers can be varied depending on the extrusion buffer and the flow 
rates. With a collagen flow rate of 50 µl h-1 and buffer flow rates in 
between 235 and 550 µl h-1 the fibers could be collected using a 
rotating spool. The diameters obtained under these conditions are 

around 10 µm and after air-drying from 3 to 6 µm. Alignment of 
the fibrils within the microfibers was evidenced by scanning elec-
tron microscopy and polarized FTIR spectroscopy. Young moduli 
obtained were 4138 +/-512 MPa after drying. Neuronal cells cul-
tured on the microfibers aligned along the longitudinal axes.  
Rotary shearing 

 Yunoki et al. (2015) produced thick collagen gel bundles with 
aligned fibrils by means of rotary shearing to a dense collagen solu-
tion (1.8%), with gelation triggered upon rotation [211]. Well-
aligned fibrils, as evidenced by scanning electron microscopy and 
birefringence measurements, were observed in the marginal regions 
of 1-3 mm thick disc-shaped gels. The optimal shear-rates for fibrils 
alignment were between 2-5 s-1. Rectangles and dumb-bell-shaped 
specimens cut from the discs (7*12mm and 4*16mm respectively) 
in the direction of the rotation had Young modulus of 180 kPa after 
crosslinking with genipin, as compared to 30 kPa for the rectangles 
perpendicular to the rotation. After EDC/NHS crosslinking the 
values reached were 280 and 130 kPa, respectively. 3T3 cultured on 
aligned matrices were spindle-shaped in the fibril alignment direc-
tion. 
Imprinting 

 An innovative technique was invented by Tong et al. to study 
the role played by the biophysical and biochemical environment, as 
well as mechanical properties, on MSCs differentiation into teno-
cytes [102]. They replicated tendon structure by imprinting longitu-
dinal sections of bovine Achilles tendons with PDMS, making a 
negative then a positive replica reaching sub-micron precision  
(Fig. 9).  
 

 
Fig. (9). Schematics of the imprinting technique. A PDMS negative rep-
lica of a longitudinal tendon cryo-section is made to produce a subsequent 
PDMS positive replica.  
 
 By changing monomer concentration, they were able to tune the 
elastic modulus of the imprint from 0.35 to 3.5MPa. They demon-
strated that surface topography, collagen coating, and stiffness were 
paramount to promote MSCs differentiation. In addition to such 
valuable information, this technique could be used to mold scaffold 
for tendon reconstruction, resulting in optimal surface topography. 
Fiber drawing 

 Another interesting, yet simple technique, has been reported by 
Paten et al. (2016) [212]. They were able to draw centimeter-long 
collagen fibers with a diameter around 50 µm, just by poking a 
collagen solution drop left a few minutes under dry nitrogen atmos-
phere with a glass micro-needle (Fig. 10). The flow-induced crys-
tallized fibers presented outstanding aligned structure on the outer 
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shell. Fibers were stable when kept under strain or in polyethylene 
glycol solution. This could help understanding tendon morphogene-
sis and, above all, by weaving such fibers, it could provide a prom-
ising and simple scaffold production, with inherent high porosity 
and alignment to promote cell proliferation and differentiation.  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Fig. (10). Schematics of the fiber drawing technique. A glass micro-
needle is used to poke the surface of a collagen solution left 150s to concen-
trate under nitrogen atmosphere, and draw a fiber. 
 
Plastic compression and gel aspiration-ejection 
 Plastic compression is a cell-free, controlled process first intro-
duced by Brown et al. [213], to produce dense, cellular, mechani-
cally strong native collagen structures. This technique relies on 
external mechanical loading and capillary fluid flow to expel inter-
stitial liquid. The cell viability is high during and after compression 
of cellular collagen gels, even surpassing highly hydrated collagen 
gel counterparts, with an increase in proliferation over time [214]. 
Plastic-compressed collagen gels seeded or not with rabbit flexor 
tendon cells, 20-40 µm thick, were rolled in order to produce spiral 
rolls 22 mm in length x 2.25 mm in diameter [215]. These rolls 
were placed in a test site across intercostal spaces in rabbits to pro-
vide tensile cyclic loading in vivo for 5 weeks. Collagen remodeling 
and tensile mechanical strength were enhanced in the cell-seeded 
gels. Gel aspiration-ejection (GAE) technique was further devel-
oped to produce anisotropic, cell-seeded, injectable collagen, with-
out the use of crosslinking [216].  After incubation of low concen-
trated collagen solutions the resulting gels are aspirated into capil-
laries by means of a negative pressure applied with a syringe. Fibril 
alignment was evidenced by scanning electron microscopy and 
polarized ATR-FTIR spectra. 3T3-seeded collagen gels submitted 
to GAE showed a rapid orientation of the cells along the direction 
of the fibrils within one day. Constructs obtained through this proc-
ess and exposed to the appropriate supplements also accelerated the 
differentiation of seeded murine MSCs towards osteoblastic and 
neuronal lineage, as compared to plastic-compressed cell-seeded 
constructs. 

6. DETERMINANT IMPACT OF MECHANICAL STIMU-
LATION 
 Tendon development, homeostasis and healing are influenced 
by their loading environment [2]. During rehabilitation, a fine bal-
ance between complete immobilization and loading is necessary to 
improve ECM production and tendon repair [217]. Before implanta-
tion, engineered constructs can be exposed to static and dynamic 
loads in order to better mimic the in vivo conditions and potentially 
improve their properties. The results obtained may also give in-

sights into the influence of mechanical stimulation on cell differen-
tiation, activity and on biomechanical enhancement (Table 3). 
 The influence of uniaxial loads on ECM components was stud-
ied using collagen constructs without cells. Static stretching of self-
assembled collagen fibers extruded in phosphate buffer, then air 
dried and rehydrated, induced a modulus increase from 1.82 MPa 
with 0% stretch to 45 MPa after 50% stretch, measured after air 
drying [218]. Increased collagen fibril orientation was supposedly 
involved based on birefringence values. Static stretching of PDMS 
substrates coated with a multilayer film composed of collagen and 
alginate enabled to produce surfaces with aligned collagen fibrils, 
that were further stabilized with genipin crosslinking, with an opti-
mal strain of 100% for alignment [219]. Cyclic loading of strips of 
collagen gels obtained by plastic compression promoted fibril fu-
sion as evidenced by transmission electron microscopy [220]. Ten-
sile tests showed a modulus increase from 244 kPa after 1 cycle to 
535 kPa after 144 cycles, with 20% maximum strain for each cycle. 
There was also an increase in break strain and a 4.5 fold rise in 
break stress. Regarding the mechanical stimulation of cells alone, a 
cyclic axial strain applied on human tendon fibroblasts showed a 
strong influence on cell proliferation, highlighting the need to fine-
tune the stretch [221]. 
 Continuous cyclic strain inhibited proliferation of four types of 
cells including rabbit flexor tendon derived cells, whereas an inter-
mittent cyclic strain could enhance cell proliferation in adipo-
derived stem cells and sheath fibroblasts [222]. Rat bone marrow 
MSCs submitted to an uniaxial cyclic stretching of 10% at 1Hz for 
durations ranging from 3 to 36 h showed an increased expression of 
collagen types I and III and of tenascin-C [223]. The percentage of 
cells oriented along or close to the stretch axis was decreased, as 
previously noticed with ligament fibroblasts [103] as well as with 
epitenon tenocytes [222]. The reorientation of the different compo-
nents of cellularized gels under mechanical stimulation thus appears 
complex.  
 Garvin et al. imposed a uniaxial strain on bioartificial tendons 
made of avian flexor tendon cells in a collagen gel, with an elonga-
tion pattern of 1% at 1 Hz for one hour each day [224]. Results 
obtained in the first week of culture showed an alignment of the 
cells along the direction of strain and a nearly 3-fold increase in 
ultimate tensile strength as compared to the non-loaded constructs. 
Human bone-marrow derived MSCs in a collagen gel were also 
submitted to a similar stimulation protocol for 30 minutes each day 
[225]. Expression of scleraxis, the main tendon marker during ver-
tebrate development, was up-regulated in the 3D constructs as com-
pared to 2D culture, but this was maintained over time only in the 
constructs submitted to cyclic loading. The observed tendinous neo-
tissue development could be associated with matrix remodeling 
activity, in agreement with the noticed modulation of matrix metal-
loproteinases expression. Another study led by Scott et al. (2011) 
with multipotent mesenchymal cell line C3H10T1/2 in the same 3D 
model optimized the protocol of stimulation based on the expres-
sion of scleraxis and type I collagen [226]. The insertion of a 10 s 
resting period between each repetition of stretching cycle (10% 
strain, 0.1 Hz) appeared to be a critical parameter.  
 Mechanical stimulation of another type of scaffold based on 
collagen type I sponge, with rabbit bone marrow MSCs applied on 
it, was also investigated prior and after surgical implantation into 
patellar tendon central third defects [227], [228]. When the peak 
strain was 2.4%, applied every 5 minutes for 8 hours each day for 
two weeks, the stimulated constructs had 4 times the linear modulus 
and 2.5 times the linear stiffness of their non-stimulated counter-
parts in vitro [228].   
 This was associated with increased expressions of collagen type 
I and type III. Repair tissues formed with constructs stimulated 2 
weeks with 4% strain prior to implantation showed improved 
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Table 3. Mechanical stimulation protocols and main results reported for cells alone, collagen constructs, and mixtures of cells and 
collagen. 

Scaffold! Cells! Stimulation! Main results! Refs.!

Collagen thread!  Static axial strain   
for 24h!

Elastic modulus: 45 MPa after 50% stretch  / 1.82 for the 
controls (air-dried). 
Increased axial fibril orientation (birefringence)!

[Pins 
1997]!

Strips of collagen gels 
obtained by plastic 

compression!

 Cyclic loading  
20% strain maintained 5 
min for each  cycle (20 
min total)!

Elastic modulus: 535 kPa after 144 cycles  / 244 kPa after 
1 cycle. 
UTS : 4.5-fold increase!

[Cheema 
2007]!

PDMS substrate coated 
with multiple layers of 

collagen/alginate!

 Static stretching! Fiber alignment in the stretching direction with optimal 
strain of 100%. 
Cell alignment with the fibrils!

[Chauba-
roux 
2015]!

Continuous cyclic strain  
8% - 1 Hz!

Proliferation inhibited! Rabbit flexor ten-
don derived cells 
/Adipoderived 
stem cells 
/Bone marrow 
derived stem cells !

Intermittent cyclic strain  
4% - 0.1 Hz  
 On/off : 1h /2h or 1h/5h!

Enhanced proliferation and collagen expression. 
Cells perpendicular to the strain axis!

[Riboh 
2008]!

 Rat bone marrow 
MSCs !

Uniaxial cyclic stretching  
10% - 1 Hz 
Duration : 3 to 36h!

Increased expression of collagens type I and III and 
tenascin-C.  
Cell reorientation with less cells along the stretch axis!

[Zhang 
2008]!

Collagen gel! Avian flexor ten-
don cells !

1%  – 1 Hz  
1h/day !

Alignment of the cells along the direction of strain. 
UTS: 3-fold increase compared to controls!

[Garvin 
2003]!

Collagen gel! Human bone mar-
row MSCs!

1% – 1 Hz 
30 min/day!

Scleraxis up-regulation maintained with cyclic loading 
Regulation of matrix metalloproteinases expression!

[Kuo 
2008]!

Collagen gel! Mesenchymal cell 
line C3H10T1/2 
(mouse)!

Variable strain -0.1 Hz ! Increased expression of scleraxis and collagen type I with 
10% strain. 
Further increase when a 10s resting period is inserted 
between each  cycle repetition!

[Scott 
2011]!

Collagen sponge! Rabbit bone mar-
row MSCs !

4%  – 1Hz !

cycle every 5 min !

8h/day!

2.5-fold rise in linear stiffness in vitro 
12 weeks after in vivo implantation into patellar tendon 
central third defects: maximal forces sustained are 70% 
of normal tendons / 55% for non-stimulated constructs!

[Juncosa-
Melvin 
2006]!

Collagen sponge! Rabbit bone mar-
row MSCs !

2.4% – 1Hz  
cycle every 5 min - 
8h/day!

4-fold rise in linear modulus and 2.5-fold rise in linear 
stiffness in vitro 
Increased expressions of collagen type I and type III!

[Juncosa-
Melvin 
2007]!

Collagen sponge! Rabbit bone mar-
row MSCs !

Variable strain – 0.1Hz  
Variable cycle number 
and cycle repetition!

Constructs stimulated with 2.4% strain, 3000 cycles/day, 
and one cycle repetition produced the stiffest constructs, 
peak strain appearing as the most critical parameter!

[Nirmala-
nandhan 

2008]!

Collagen gel  
combined with colla-

gen sponge!

Rabbit bone mar-
row MSCs !

2.4% – 1Hz  
cycle every 5 min - 
8h/day!

12 weeks after in vivo implantation into patellar tendon 
central third defects: enhanced mechanical properties in 
the repair tissue obtained with stimulated constructs!

[Shearn 
2007]!
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Table 4. Summary of experiments and main results obtained using newly developed collagen-based scaffolds in animal models. 

Tech-
nique 

Scaffold/parameters 
Animal models / 

Sample size 
Implantation site 

/ Controls 
Main results Refs. 

Parallel crosslinked colla-
gen fibers (200) in an 
uncrosslinked collagen 
matrix!

-Fiber diameter: 20 or 50 
µm!

-Cross-linking: GLUT or 
DHTC 

Rabbit 
 
n=5 for each group 

Subcutaneous After 4 weeks: !

• DHTC-crosslinked fibers mostly degraded and 
replaced by fibrous tissue!

• GLUT-crosslinked fibers mostly intact, sur-
rounded by inflammatory cells !

• No influence of initial fiber diameter 

[Dunn 
1993] 

Dog Anterior Cruciate 
Ligament 

After 12 weeks: !

• Applied force by the operated limb at 70% of 
control!

• Threads remain intact with disorganized cellular 
ingrowth!

• Neovascularization, normal size collagen fibrils 
in the neoligament 

Ex
tru

si
on

 

Knitted collagen fabrics!

-Dry diameter: 25 µm!

-Cross-linking : EDC 

Rat 
 
n=5 

Abdominal wall 
defect 

After 3 weeks: !

• Neovascularization and 
fibroblastic cellular in-
filtrate  

After 12 weeks:!

• No herniation 

[Cavalla-
ro 1994] 

El
ec

tro
ch

em
ic

al
 te

ch
ni

qu
es

 

Braided ELAC threads (9)!

-Threads diameter : 200-
300 µm thick, 400-500 µm 
wide!

-Cross-linking: Genipin 

Rabbit 
 
Sacrificed at 4 and 8 
months (n=3 each) 

Patellar tendon!

(incised along the 
length)!

 !

 !

 !

 !

Controls: incised 
contralateral 
knees 

After 4 months: !

• Low degradation of the 
ELAC scaffold!

• Cross-sectional area, 
mechanical properties 
and tendon-fascicles 
content of the PTs 
treated with ELAC  op-
timized / controls!

• Low-grade granuloma-
tous inflammation 

After 8 months :!

• Differences / 
controls less 
evident!

• Diminished 
inflammation [Kishore 

2012] 

C
el

l-m
ed

ia
te

d 
ge

l c
om

pa
ct

io
n 

Bone derived MSCs-
collagen gel composite  -
Contraction: pre-tensioned 
suture 

Rabbit 
 
Sacrificed at 4, 8, or 
12 weeks (n=16 
each)!

 
5 animals used for 
establishing normal 
biomechanical 
properties 

Achilles tendon!

(1 cm long gap 
defect)!

 !

 !

 !

 !

Controls: contra-
lateral tendons 
implanted with 
suture material 
only 

After 4 weeks: !

• Stiffness is 1/2 and  
maximum force 2/3 of 
normal tendons, 2X / 
controls 

At 12 weeks:!

• Modulus 1/2 
of normal 
tendons, 2X / 
controls!

• Histology: 
collagen 
bands which 
volume, den-
sity and 
crimp pattern 
are enhanced 
over time, 
more mature / 
controls 

[Young 
1998] 

 
(Table 4) Contd.... 
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Tech-
nique Scaffold/parameters 

Animal models / 
Sample size 

Implantation site 
/ Controls Main results Refs. 

Bone marrow MSCs-
collagen composites !

-Contraction: sutures 

Rabbit 
 
2 groups (n=43 
each):!

-with 1. 106/ml cells 
and 4. 106/mL cells 
composites in each 
tendon,!

-with 8.106/mL cells 
in first tendon  and 
defect left untreated 
in the second one 
 
8 animals to assess 
tendon normal 
properties 

Patellar tendon!

central defects 

At 12 and 26 weeks:!

• Significant improve-
ment of the biomechani-
cal properties / natural 
repairs  
 

At 26 weeks: !

• Maximum 
stress is 1/4 
of normal 
tendon por-
tion!

• No additional 
benefit of in-
creasing cell 
density!

• Formation of 
ectopic bone 
in 28% of all 
composite 
grafted re-
pairs 

[Awad 
2003] 

!

MSCs-collagen composites !

-Contraction: in silicon 
dishes between two posts 

Rabbit!

2 groups : 
-with cells : 40.000 
or 80.000 cells/mg 
collagen)( n=16) 
- without cells (n=6) 

Patellar tendon!

central third 
defects 

After 12 weeks: !

• No significant difference in material and his-
tological properties between the two cell con-
centrations and similar to acellular implants!

• Average linear modulus ~ 20% of normal values 

[Juncosa-
Melvin 
2005] 

Pl
as

tic
 c

om
pr

es
si

on
 

Plastic-compressed colla-
gen gels!

-Seeded or not with rabbit 
flexor tendon cells!

-20-40 µm thick!

-rolled to produce spiral 
rolls 22 mm in length x 2.25 
mm in diameter  

Rabbit  
 
Sacrificed at 3 time 
points:  
1 week (n=5),  
3 weeks (n=4),  
5 weeks (n=4) 

Intercostal spaces 
 
3 cellular con-
structs on one 
side of the chest 
and 3 acellular 
constructs on the 
other one 

After 5 weeks: !

• Vascularization with a stronger response in the 
cellular constructs!

• Collagen remodeling and tensile mechanical 
strength enhanced in the cell-seeded gels 

[Mudera 
2007] 

Collagen type I sponge with 
rabbit bone marrow MSCs !

Either stimulated or non-
stimulated constructs (2 
weeks with 4% strain, 1 Hz 
cycle every 5 min, 8 h/day)  

Rabbit 
 
n=10 

Patellar tendon!

central third 
defects 

After 12 weeks: !

• Maximal force 70% of normal tendons, vs 55% 
for non-stimulated constructs 

[Juncosa-
Melvin 
2006] 

[Juncosa-
Melvin 
2007] 

M
ec

ha
ni

ca
l s

tim
ul

at
io

n 

Mixture of rabbit bone 
marrow MSCs and collagen 
gels combined with colla-
gen sponges !

Either non stimulated or 
stimulated constructs (2 w. 
with 4% strain, 1 Hz cycle 
every 5 min, 8 h/day)  

Rabbit   
 
n=6 

Patellar tendon!

central third 
defects 

After 12 weeks: !

• Averaged linear stiffness 80% of normal values, 
vs 50% for non-stimulated constructs !

• Maximal force 65% vs 60% for non-stimulated 
constructs 

[Shearn 
2007] 

 
biomechanical properties twelve weeks after surgery, the maximal 
force being 70% of the one sustained by normal tendons, versus 
55% with non-stimulated constructs [227]. The stimulated con-
structs also presented a 2.5 rise in linear stiffness in vitro prior to 
implantation. The stimulation protocol was further optimized, and 
peak strain appeared to be a more important parameter than cycle 

number and cycle repetition to enhance in vitro stiffness, with an 
optimized value of 2.4% (Table 3) [229]. Constructs made of a 
mixture of cells and collagen gels combined with collagen sponges 
showed a different behavior, with no significant change of the 
biomechanical properties measured prior to implantation in the 
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stimulated constructs, the improvement related to preconditioning 
being only present in the repair tissues [230]. 
CONCLUDING REMARKS AND PERSPECTIVES 

 In the present review, we have seen how current tendon repair 
methods are mainly based on sutures and grafts that have proven to 
be effective while still exhibiting intrinsic drawbacks. We have 
seen that, even though tendon structure is not completely under-
stood, tendon regeneration based on bioengineered scaffolds is 
promising. Among the different routes available, we focused on 
collagen-based scaffolds, as collagen I stands out from other bio-
molecules as being the main structural component of tendon, as 
well as for its suitable biocompatibility. The diversity of techniques 
and the increasing know-how in scaffold design allows tackling 
new exciting aspects such as alignment, multi-scale organization, 
scaffold tailoring or multi-cell deposition.  
 However, mechanical properties of collagen scaffolds still re-
main an issue while some other artificial materials compete or even 
overtake tendons. Still, several authors report that, while cross-
linking improves mechanical properties and resistance to degrada-
tion, it may also damage collagen or decrease its biocompatibility. 
A fine balance must then be found. Cross-linking methods can be 
classified into two categories: chemical and physical cross-linking. 
Among chemical cross-linkers, widespread glutaraldehyde was 
proven to be cytotoxic [116]. EDC, that exhibits significant increase 
in mechanical properties may also decrease biocompatibility and 
collagen I production by cells [120]. More biological cross-linking 
methods such as lysyl-oxydation or glycation may be used [116]. 
Physical cross-linking can be achieved thanks to UV irradiation or 
dehydrothermal process. In some preclinical studies, the moderate 
mechanical properties of uncrosslinked collagen scaffolds have 
been shown to increase in vivo. Table 4 compares results obtained 
in animal models with various types of collagen scaffolds, among 
them cross-linked, compacted through cell-mediated contraction 
process, plastic-compressed and mechanically stimulated prior to 
implantation. After several weeks or months in vivo, most scaffolds 
exhibited partial replacement by neo-fibers and neo-vascularization 
in certain cases. The importance of mechanical pre-stimulation of 
cellularized scaffolds prior to implantation is highlighted in the 
works from Juncosa-Melvin et al. (2006, 2007) [227], [228], and 
Shearn et al. (2007) [230]. Twelve weeks after implantation in rab-
bit patellar tendon defects the maximal force obtained could reach 
70% of normal tendons, which is comparable to the study led by 
Cavallaro et al. (1993) [118] using knitted EDC-crosslinked fibers 
with results obtained twelve weeks after implantation in dog ante-
rior cruciate ligament. 
 Finally, this review shows that as bioengineering techniques 
improve, more complex tissues are achievable. Thus, some exam-
ples of myo-tendinous or bone-tendon junction reconstructions have 
been presented, illustrating the further increase of complexity. The 
development of artificial junctions could be paramount to improve 
overall scaffold efficiency and reliability, as well as to increase our 
understanding on the interactions between different biomaterials 
and cells.  
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