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Résumé 
 

 

Cette thèse se focalise sur le développement de nanocristaux semi-conducteurs luminescents, 

appelés aussi Quantum Dots (QDs) pour des applications photo-induites. Les QDs sont des 

nanomatériaux intéressants qui possèdent des propriétés optiques dépendantes de leur taille (voir 

figure 1) et, pour cette raison, très attrayants pour l'application dans plusieurs domaines tels que 

la science des matériaux, le photovoltaïque, les dispositifs optoélectroniques et la nano-

médecine. 

 
 

Figure 1 Représentation schématique de la photoluminescence des QDs. Plus la taille est élevée, 

plus la lumière émise est rouge. 

 

Les QDs sont essentiellement constitués d'un noyau semi-conducteur inorganique, tel que 

le séléniure de cadmium (CdSe), éventuellement recouvert d'une ou plusieurs coques d'un autre 

semi-conducteur, tel que le sulfure de zinc (ZnS), dont la surface est décorée de tensioactifs 

organiques amphiphiles dont les groupes fonctionnels principaux sont liés aux QDs. La surface 

présente également des chaînes hydrophobes qui augmentent la stabilité colloïdale. 

Les QDs synthétisés normalement ne sont solubles que dans les solvants organiques 

apolaires (par exemple l'hexane, le toluène et le chloroforme) mais de nombreuses applications 

intéressantes nécessitent leur compatibilité avec l'eau ou au moins avec un environnement 

polaire. Un traitement post-synthétique est alors nécessaire pour conférer aux QDs une 

hydrophilie suffisante et, éventuellement, introduire des fragments pouvant permettre 

d’améliorer leurs propriétés ou de leur conférer de nouvelles fonctions. 

Dans cette optique, l'acide lipoïque est une molécule très appropriée, car il peut se fixer à 

la surface de QDs avec deux fonctions thiol, établissant ainsi une interaction très forte avec les 

nanocristaux. Son groupe acide carboxylique fournit à la fois une solubilité dans les solvants 

polaires, et peut être également exploité pour des réactions de fonctionnalisation chimique. 

 

Au cours de ma recherche, une nouvelle méthode d'activation de l'acide lipoïque et son 

utilisation dans le transfert de phase de QDs d'un environnement apolaire vers un autre polaire a 

été développée avec succès. Cette méthode, essentiellement basée sur l'utilisation d'une résine 

chargée en ions borohydrures, comporte trois étapes, comme le montre la figure 2: 
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Figure 2 Préparation de la résine (a). Réduction de l'acide lipoïque avec une résine modifiée au 

borohydrure (b) et extraction de l'acide dihydrolipoïque à partir des billes de résine avec un sel 

MX (c). 

 

Une fois que l'acide lipoïque est libéré de la résine, il peut être exploité immédiatement 

pour transférer les QDs dans des solvants polaires (par exemple, l’eau), comme montré dans la 

figure 3: 

 

 
 

Figure 3 Transfert de phase des QDs hydrophobes dans un solvant polaire par échange de 

ligands. 
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Cette méthode a été testée avec de nombreux lots Core-Shell et Core QDs de tailles 

différentes et, dans tous les cas, le transfert de phase a été réalisé avec succès sans changer leurs 

propriétés principales, telles que leur morphologie et leurs propriétés optiques. Il est important de 

noter qu'après l’échange de ligands, le rendement quantique d'émission des Core-Shell QDs 

diminue jusqu'à 50% par rapport aux QDs de départ, tandis que les échantillons Core QDs ne 

sont plus émissifs. Ceci est dû aux nouveaux groupes thiols attachés à la surface qui peuvent agir 

comme accepteurs de trous, empêchant ainsi la recombinaison de charges qui, finalement, 

entraîne la diminution des rendements quantiques d'émission. 

 

De façon intéressante, nous avons également découvert que l'espèce MX joue non 

seulement un rôle important pour l'extraction de l'acide lipoïque réduite de la résine, mais affecte 

également la solubilité des QD obtenus. De nombreuses réactions d'échange de ligands ont été 

réalisées avec différents sels, dont les résultats sont résumés dans le tableau 1: 

 

Tableau 1 Solubilité des CdSe-3ZnS QDs coiffés avec DHLA- et différents cations M+ dans 

divers solvants à température ambiante.a 

a Les points verts indiquent que les QDs forment des solutions homogènes à des concentrations de 0.5-1.0 

μM; les points rouges désignent des échantillons insolubles. TMA+, tetramethylammonium; TEA+, 

tetraethylammonium; TBA+, tetra(n-butyl)ammonium; TOA+, tetra(n-octyl)ammonium; CTA+, 

cetyltrimethylammonium. b Constante diélectrique relative. c X– = OH–. d X– = ClO4
–. e X– = NO3

–. f X– = 

Br–. g Native QDs TOP/TOPO fonctionnalisés. 

 

La solubilité des QD peut être essentiellement modulée en changeant le contre-ion (M+) 

de l'acide lipoïque activé et/ou du solvant choisi pour le transfert de phase, un tel procédé 

convient donc pour des applications nécessitant des QD hydrophiles ou hydrophobes, 

indépendamment de leur taille. 

 

L'acide lipoïque est aussi une molécule chirale; donc, un éventuel effet induit par le 

dichroïsme sur les QDs décorées d'acide lipoïque énantiomériquement pur a également été étudié 

ainsi que sa dépendance en fonction de la taille et la nature des nanocristaux. 

Différents lots de CdSe et de CdS QDs (voir Figure 4 et Tableau 2) ont été 

fonctionnalisés avec l'énantiomère R de l'acide lipoïque et entièrement étudiés dans l'eau. Les 

principaux résultats obtenus sont représentés sur la figure 5: 
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Figure 4 Spectres d'absorption normalisés des échantillons CdSe-1 (ligne bleu foncé), CdSe-2 

(ligne cyan foncé) et CdSe-3 (ligne jaune foncé) à gauche et des échantillons CdS-1 (ligne 

noire), CdS-2 (ligne rouge), CdS-3 (ligne verte) sur la droite. Tous les spectres sont enregistrés 

dans CHCl3. 

 

 

QD 



 exciton peak/M-1cm-1) 

 

 

Diameter 

CdSe-1 484 nm (47600) 2.20 nm 

CdSe-2 533 nm (84800) 2.74 nm 

CdSe-3 552 nm (115600) 3.08 nm 

CdS-1 381 nm (233000) 2.81 nm 

CdS-2 409 nm (431660) 3.68 nm 

CdS-3 420 nm (544250) 4.07 mm 

 

Tableau 2 Données spectroscopiques et dimensionnelles de CdSe et CdS QDs examinés. 

 

 
Figure 5 Coefficient d'absorption différentielle. Spectres des échantillons CdSe-1 (ligne bleu 

foncé), CdSe-2 (ligne cyan foncé) et CdSe-3 (ligne jaune foncé) à gauche et des échantillons 

CdS-1 (ligne noire), CdS-2 (ligne rouge) et CdS-3 (ligne verte) sur la droite. 
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La figure 5 montre clairement que des QDs avec de nouvelles propriétés chiroptiques ont 

été développés avec succès. L'effet induit par le dichroïsme circulaire, dû aux ligands 

énantiomères attachés à la surface des QDs, a été démontré, ainsi que sa dépendance à la nature 

et à la taille des QDs. Un tel effet peut être rationalisé en considérant un couplage efficace entre 

les moments de transition des ligands chiraux et des QDs. 

Comme on pouvait s'y attendre, il existe une nette dépendance d'un tel effet sur la nature 

et la taille des nanocristaux colloïdaux. 

De plus, la possibilité d'accorder simultanément les bandes d'absorption et CD de ces 

particules dans l'eau pourrait être utile pour des applications de biosensing. 

 

L'objectif le plus important de mes recherches était le développement de QD présentant 

un transfert d'énergie électronique réversible (REET). Un tel procédé peut être qualifié de 

transfert d'énergie bidirectionnel et consiste réellement en l'équilibrage entre les QDs 

photoexcités et les chromophores organiques appropriés fixés sur leur surface, dont la 

conséquence la plus importante est l'allongement de la durée de vie de la luminescence du QD 

d’au moins un ordre de grandeur. 

A notre connaissance, le REET n'a été observé que dans des systèmes supramoléculaires 

consistant, par exemple, en un complexe polypyridyl ruthénium (II) lié à un fragment pyrényle 

par un pont moléculaire, mais jamais avec des systèmes QD-basés. Les QDs ont l'énorme 

avantage que leur état émetteur peut être modulé en manipulant leur taille.  

 

La première stratégie adoptée concernait le développement de QDs Core-Shell décorés de 

ligands à base d'acide lipoïque portant des chromophores tels que le pyrène (LA-PYR), le 

naphtalène imide (LA-NAP) et un complexe polypyridyl ruthénium (II) (voir figure 6). 

 

 

 

Figure 6 Structure moléculaire de (A) LA-PEG400; (B) LA-PYR; (C) LA-NAP et (D) LA-Ru. 
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En tirant parti des procédés de synthèse permettant de préparer des QD avec un contrôle 

précis de leur dimension, des CdSe-4ZnS Core-Shell QDs ont été synthétisés et fonctionnalisés 

avec ces tensioactifs-chromophores mais aucun allongement de la durée de vie n'a été observé, 

comme le montre la figure 7: 

 

 

 
 

 

Figure 7 Durée de vie de la luminescence de CdSe-4ZnS fonctionnalisé avec LAPEG400 (ligne 

noire) et LAPEG400 /LA-Ru (ligne rouge) (a); LAPEG400 (ligne noire) et LAPEG400/LA-NAP 

(ligne rouge) (b); LAPEG400 (ligne noire) et LAPEG400/LA-PYR (ligne rouge) (c) enregistrée 

dans le MeOH désaéré en excitant sélectivement des QD à 600 nm et en regardant l'émission à 

615 nm. L'échelle de temps est de 200 ns tandis que les 10000 coups à 615 nm détectés sont 

rapportés en échelle logarithmique. 
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Puis les Core-Shell QDs ont été remplacés par seulement des échantillons Core et les 

dérivés d'acide lipoïque par un autre ligand tel que l'acide 1-pyrène carboxylique (1-PCA), qui 

est connu pour être un accepteur d'énergie triplet dans le transfert d'énergie avec les QDs. Quatre 

lots différents de QDs ont été synthétisés, fonctionnalisés avec 1-PCA et étudiés (voir Figure 8). 

Des preuves expérimentales de REET ont alors été observées dans le cas de deux de ces 

échantillons, tandis que les deux autres ne montrent aucun REET, comme le montre la figure 9: 

 

 
 

Figure 8 Spectre d'absorption de CdSe QDs avant (lignes noires) et après (lignes rouges) 

fonctionnalisation avec 1-PCA, enregistré avec la même valeur d'absorbance au pic d'exciton. 

Dans les inserts, les propriétés photophysiques et dimensionnelles de chaque échantillon, avec et 

sans 1-PCA, sont rapportées. 
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Figure 9 Durée de vie de la luminescence des CdSe QDs 2 (a), 3 (b), 1 (c) 4 (d) fonctionnalisées 

avec des échantillons 1-PCA (lignes rouges) et non fonctionnalisés (lignes noires) enregistrés 

dans l'heptane dégazé en excitant sélectivement les QDs à 405 nm et en regardant leurs 

émissions. L'échelle de temps est de 500 ns tandis que les 10000 comptes détectés sont rapportés 

en échelle logarithmique. 

 

Ces résultats sont également étayés par la théorie: on sait que pour que le processus 

discuté ci-dessus ait lieu, la différence entre les niveaux énergétiques impliqués doit être au 

maximum 0,1 eV. Cette condition n'est satisfaite que dans le cas des échantillons B et C, ce qui 

signifie que seulement pour ces deux échantillons un équilibrage entre l'état émetteur de QDs et 

l'état triplet de 1-PCA peut se produire. Comme on pouvait s'y attendre, une fois que les 

échantillons sont rééquilibrés avec de l'air, on ne détecte plus d'allongement de la durée de vie, 

simplement parce que l'état triplet de 1-PCA, sensibilisé à partir des QDs, est désactivé par 

l’oxygène libre en solution. 

 

Pendant mon temps de recherche passé à l'Université de Bordeaux, j'ai également été 

impliqué dans un projet en collaboration avec le Dr Marc Dussauze. Ce projet a porté sur le 

développement d'un nouveau protocole pour déposer des QD chargés à la surface d'un substrat 

vitreux polarisé localement (voir figure 10), en tirant parti des interactions électrostatiques entre 

les ligands de surface chargés et le déplacement de charge particulier d'un verre traité avec un 

traitement thermique de polarisation. 
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Figure 10 (A) Représentation schématisée du traitement thermique de polarisation du verre. 

(B) Modèles polarisés structurés par ablation laser. 

 

L'étude à l'échelle nanométrique par microscopie confocale a montré que les QDs peuvent être 

assemblés avec succès d'une manière guidée par un champ électrique localisé, comme le 

montrent les figures 11-13. 

 

 

 

Figure 11 Les images de transmission (A1) et de fluorescence (A2) du modèle A. (A3) est le 

recouvrement entre (A1) et (A2). 
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Figure 12 Les images de transmission (B1) et de fluorescence (B2) du modèle A. (B3) est le 

recouvrement entre (B1) et (B2). 

 

 

 

Figure 13 Les images de transmission (C1) et de fluorescence (C2) du modèle A. (C3) est le 

recouvrement entre (C1) et (C2). 

 

Ces résultats préliminaires peuvent ouvrir une nouvelle voie dans la conception de 

dispositifs solides basés sur des QD pour des applications, par exemple, en optique non linéaire.
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Overview 

 

 

Nanoscience is such a fast growing and emerging research frontier that it is considered the motor 

of the modern industrial revolution. It essentially focuses on the study and the manipulation of 

structure and function of materials on the nano-meter scale. Under these conditions, light and 

matter behave in significantly different ways from those we are familiar with on the everyday 

macroscale. 

Nanoscience has already impacted our lives with innovations ranging from stain-resistant 

fabrics, inspired by the nanoscale features found on lotus plants, to computer hard drives storing 

information on magnetic strips that are just 20 nanometers thick. Scientists and engineers from 

several disciplines including physics, chemistry, biology and materials science use nanoscience 

principles for advanced applications in energy, medicine, information storage, computing and 

elsewhere. 

The top down method has been initially the most important one to project and build such 

objects. However, since the miniaturization process has a size limit well-defined by physics, the 

interest has been shifted on the bottom up approach, which exploits atomic or molecular 

scaffolds to build nanodevices. 

This PhD thesis has been focused on the development of colloidal semiconductor 

nanocrystals, also called Quantum Dots (QDs), which are considered highly promising 

nanostructured materials. The research project has been carried out through a joint supervision 

agreement between the University of Bologna (Italy) and the University of Bordeaux (France), 

within the Vinci Programme 2013 supported by the Universitè Franco-Italienne. 

 

The manuscript consists of six chapters. Chapter 1 is a brief introduction to 

nanotechnology, illustrating the difference between top-down and bottom up approaches for 

building nanomaterials. Then, basic concepts concerning the theory and the surface manipulation 

of quantum dots are discussed. 

 

Chapter 2 illustrates the synthetic strategies used to prepare QDs of different types and 

sizes; the surface ligands involved in the experiments described in the fifth chapter, but also the 

experimental techniques adopted to characterize and investigate the systems reported in this 

thesis. 

 

Chapter 3 introduces a new strategy for functionalizing the surface and modulating the 

solubility of quantum dots in a wide range of solvents of different polarity. Such a method offers 

several advantages compared to those ones already reported in literature. 

 

Chapter 4 shows the functionalization of quantum dots with an enantiomerically pure 

ligands to introduce new chiroptical properties as well as the investigation of the size-

dependence of such an induced effect. 
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Chapter 5 concerns a central aim of this PhD programme: the development of 

nanohybrids showing the so called reversible electronic energy transfer. Such a process can be 

referred to as a bi-directional energy transfer between quantum dots and suitable chromophoric 

units attached on their surface, whose most important consequence is the elongation of the 

lifetime of nanocrystals at least of two orders of magnitude.  

This process has been only observed in supramolecular systems consisting of, for 

example, a ruthenium (II) polypyridine complex and a pyrenyl moiety connected through a 

molecular bridge, but never with QDs-based systems. 

 

Chapter 6 describes a novel method to deposit QDs decorated with charged ligands on a 

glass surface locally polarized through a thermal pooling process. Such a method takes 

advantage of the electrostatic interaction between the charged surface ligands and the particular 

charge displacement of the glassy substrate. 

This aspect of the project has been carried out with the collaboration of Dr. Marc 

Dussauze of the University of Bordeaux during my research period spent in France. 

 



 

 

Chapter 1 

Introduction 
 

 

1.1 Nanotechnology and Nanomaterials 
 

The word “nanotechnology” was used for the first time by Norio Taniguchi of the University of 

Tokyo in 1974.1 It is interesting to point out that the first molecular-device was developed 

precisely in 19742 and few years later (i.e., 1981) were also invented the Atomic Force 

Microscope (AFM) and the Scanning Tunnelling Microscope (STM), through which the 

investigation at nano-scale has actually begun. 

Today nanotechnology ranges from the production to the application of physical, 

chemical and biological systems or devices moving from individual atoms or molecules to 

submicron architectures, as well as providing the integration of the resulting nanostructures into 

larger systems.  

One nanometer (i.e., 1 nm = 10−9 m) is approximately the distance from one end to the 

other of a line of five neighboring atoms in an ordinary solid. 

Moving from macro-scale to nano-scale is illustrated in Figure. 1.1: if the size of a soccer 

ball (∼ 30 cm = 3 × 10−1 m) is reduced 100.000 times we reach the width of a red globule in the 

blood (∼ 3 µm = 3 × 10−6 m), then if we reduce the size of the red globule 3.000 times, we reach 

the width of a carbon nanotube (∼ 1 nm = 1 × 10−9 m). 

 

 
 

Figure 1.1 Matter dimension: from macro to nano. 
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Nanotechnology has been having a profound impact, comparable to that of 

semiconductor technology, information technology or cellular and molecular biology, on both 

our economy and society since the early 21st century, so much so that its products are 

commercially available for the mass consumer. 

Science and technology research in this field promise breakthroughs in areas such as 

materials and manufacturing, nanoelectronics, medicine and healthcare, energy, biotechnology, 

information technology and national security. It is widely felt nanotechnology is the result of the 

current Industrial Revolution. 

 

Nanomatter is the bridge between atoms and the solid matter. Strictly speaking, the 

nanoworld has existed for a long time and it is up to chemists to study the structures and 

properties of molecules. They have learnt (together with physicists) to manipulate them and 

build more and more complex structures. Progress in observation tools (e.g., electron 

microscopes, scanning-tunnelling microscopes and atomic force microscopes) as well as in 

analysis tools (e.g., X-ray, neutron and mass spectrometry) has been a relevant factor. The 

production of nanomaterials is constantly improving, as is the case for the process of catalysis3 

and surfaces used in the nanoworld. A substantial number of new materials with nanoelements 

such as ceramics, glass, polymers and fibers are making their way onto the market and are 

present in all shapes and forms in everyday life, from washing machines to architectures. 

 

In 1959, the physicist Richard Feynman,4,5 Nobel Prize winner for Physics in 1965 and 

historically considered as the father of Nanotechnology, explained an innovative as well as 

attractive concept by saying “there is plenty of room at the bottom” during a conference of the 

American Physical Society.  

More specifically, Feynman’s lecture concerned the possibility to write enormous 

quantities of information in a reduced space: “Why cannot we write the entire 24 volumes of the 

Encyclopedia Britannica on the head of a pin (i.e., in 1/25000 inch square)?” He also pointed 

out that matter on the small scale behaves in a different way with respect to that in the 

macroscale: “So, as we go down and fiddle around with the atoms down there, we are working 

with different laws, and we can expect to do different things. We can manufacture in different 

ways. We can use, not just circuits, but some system involving the quantized energy levels, or the 

interactions of quantized spins, etc. […]. At the atomic level, we have new kinds of forces and 

new kinds of possibilities, new kinds of effects. The problems of manufacture and reproduction of 

materials will be quite different.” 

Today it is known that two main approaches can be followed to “manufacture” nano-

objects, as shown in Figure 1.2: 
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Figure 1.2 Comparison between top-down and bottom-up approaches. 

 

The top–down approach is focused on the physical size-reduction of the starting material 

up to the nanometer-scale; in this case the “function”6 of the new material is the same of the bulk 

material or induced during the miniaturization process. This is a typical engineering approach, 

which tends to produce very defined, stable and regular structures and, moreover, can help to 

achieve solid-state nanostructures by exploiting the high-energy radiation sources (e.g., X-rays, 

ions or electrons beams). 

Conventional nano- and micro technology are top-down technology; microstructures are 

fabricated by manipulating a large piece of material (typically a silicon crystal) by using 

processes such as lithography,7,8,9 etching,10,11 and metallization.12 

The top-down approach to microelectronics seems, however, to obey to an exponential 

time dependence. In 1965, when the most advanced integrated circuit contained only 64 

transistors, Gordon E. Moore, the director of Fairchild Semiconductor Division, was the first to 

note such an exponential behaviour in his famous paper:13 “When unit cost is falling as the 

number of components per circuit rises, by 1975 economics may dictate squeezing as many as 

65,000 components on a single silicon chip”. Moore predicted a doubling of the number of 

transistors per circuit every year, such a prediction has become known as Moore’s law (see 

Figure. 1.3). 
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Figure 1.3 The doubling of the number of components per microchip each year predicted by 

Moore. Adapted from reference [13]. Copyright Electronics 1965. 

 

Naturally, there will be physical limitations to the exponential behaviour expressed by the 

Moore’s law and, obviously, also the economic barriers and limits will play a major or even 

better the decisive role in ending Moore’s law. Also, the price for fabricating microprocessor 

units rises exponentially for each generation of microchips; then, such a factor could very well 

slow down the rate of progress. 

 

Bottom-up nanotechnologies exploit molecules6 or atomic aggregates, able to self-

organize or self-assemble, as starting material so they move from a disordered situation to a 

more ordered and complex structure, owing to their geometric and electronic features. In this 

case chemists, as matter manipulators, are very suitable to help the development of nanoscience 

and nanotechnology. More in detail, molecules are much more useful and convenient than 

atoms14 as building blocks to construct nanodevices,15 owing to their stability and “fully 

predictable” properties, which can be manipulated through different inputs, but also to the fact 

that it is easier to handle and work with molecules. 

On the other hand, atoms are quite reactive and we cannot manage easily this reactivity; 

nevertheless, they can be manipulated through scanning microscopy techniques at low 

temperature and ultra-high vacuum16 (e.g., AFM and STM). In this case the function of the 

nanomaterial is the simple combination of the functionality of nanoscale components.  

The most useful advantage of such an approach is that an excessively expensive 

instrumental equipment is not required; however, the most important disadvantage arises from 

results strongly dependent on the experimental parameters adopted (e.g., type of the reactants, 

the times and the reaction conditions); then, a high-level operator training is required. 

 

Higher expectations are associated to the "bottom-up" approach which will allow us to 

build nanostructures by replicating, in controlled conditions, processes already occurring in 

nature; however, this approach is still in a stage of development in aspects related both to basic 

research and applications, while "top-down" protocols are more established. 
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1.2 Colloidal Semiconductor Nanocrystals Quantum Dots 
 

The enormous potential of science and technology on nanoscale to impact our lives has been 

recognized. One emerging area of nanoscience connecting chemistry, physics, biology and 

material science is the field of colloidal semiconductor nanocrystals, also called Quantum Dots 

(QDs). They can be considered as inorganic–organic hybrid nanomaterials,17 since they consist 

of an inorganic semiconductor Core, such as cadmium selenide (CdSe), cadmium sulfide (CdS), 

cadmium telluride (CdTe), lead sulfide (PbS) or zinc sulfide (ZnS) coated by a molecular layer 

of organic ligand providing them a colloidal stability or, in other words, avoiding their 

aggregation-flocculation.  

The hybrid nature of these nanostructures also provides great flexibility in programming 

their physical and chemical properties; thus, making possible the modulation of these properties 

simply by manipulating composition, size and shape of nanocrystals. 

It is known that the properties of any material at the nanoscale can be very different from 

those at a larger scale, this behaviour is due to the quantum confinement effect, whose word 

confinement means a restriction of the motion of randomly moving electron in specific discrete 

energy levels and the word quantum reflects the atomic behaviour of particles. 

The QDs can be consecutively described, from an electronic energy point of view, as in a 

middle configuration between corresponding bulk materials and general molecules, as shown in 

Figure 1.4: 

 

 
 

Figure 1.4 Comparison between bulk materials, QDs and general molecules in terms of 

electronic energy. 

 

The electronic energy of any molecule can be described in terms of molecular orbitals,18 

which are simply the linear combination of the orbitals of atoms consisting that molecule; then, 

the highest occupied molecular orbital is called HOMO, while the lowest unoccupied molecular 

orbital is called LUMO. Intrinsic properties such as paramagnetism or diamagnetism essentially 

arise from the electronic redistribution through molecular orbitals  

Then, if we extend this linear combination over a huge number of atomic orbitals, as in 

the case of a bulk material, we will move from molecular orbital theory to band theory18 so from
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the discretization to a continuum of the energetic levels. In this case, the highest filled band is 

called Valence Band and the lowest unfilled band is called Conduction Band; the energy 

difference between these two bands is defined as the band gap energy (Eg) and, depending on 

such a gap, we can distinguish between conductor, insulator or semiconductor materials. 

The valence and conduction bands of any conductor material, such as a metal, are so 

close to be considered overlapped, so the electrons can move without restrictions; while for an 

insulator the energy band gap is so high that migration of electrons is forbidden. Finally, in the 

case of semiconductor materials the electrons can have enough energy to be promoted in the 

conduction band simply by increasing the temperature (i.e., thermal-conductivity); nevertheless, 

the amount of charge carriers will be smaller than that of a conductor material; or, alternatively, 

can be photo-excited from the valence band to the conduction band (i.e., photo-conductivity), 

thus generating a couple hole-electron located in the valence band and in the conduction band 

respectively and called exciton. The electron and hole cannot move independently because of the 

Coulombic interaction, but they thermally relax to the band edge where ultimately recombine 

with the emission of a photon of the same energy of the intrinsic band gap.19 This process is 

referred to as band edge luminescence and is schematically represented in Figure 1.5: 

 

 
 

Figure 1.5 Schematic representation of the photoluminescence process in bulk materials. 

 

Colloidal semiconductor nanocrystals are between these two extreme situations due to the 

confinement effect, which occurs when their size is of the same order of magnitude of the Bohr 

radius (i.e., the electron-hole distance in the photogenerated exciton, a0). For example, the Bohr 

radius for CdS and CdSe in bulk regime are, respectively, about 3 and 5 nm.17 If their size 

approaches these values then the exciton size would exceed the crystal dimension; consecutively, 

the charge carriers must assume higher kinetic energies to be kept into the lattice, thus resulting 

in a new regime where the density of electronic states and the energy separation follow the 

quantum-mechanical model of a particle in a box.18 
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For such a reason, colloidal semiconductor nanocrystals show strongly size-dependent 

optical properties; moreover, as the energy band gap increases by decreasing their size,20 the 

smaller the size the higher the emission energy (see Figure 1.6). 

 

 
 

Figure 1.6 Schematic representation of size-dependent luminescence of QDs. Adapted from 

reference [17]. Copyright Philips Research Laboratories (Netherlands). 

 

It is important to note that a0 is inversely correlated to Eg; then, the higher the value of the 

band gap the smaller the size at which the quantum confinement effect starts taking place. For 

instance, the insulator materials have very small a0 so they are affected by quantum confinement 

only at sizes ranging in the cluster regime (i.e., 20 atoms).21 

 

Finally, it is possible to distinguish between quantum dots (QDs), quantum wires and 

quantum wells depending on the entity of such a spatial confinement. To be more precise, 

nanomaterials whose exciton is confined in all three dimensions are referred to as QDs (i.e., 

zero-dimensional object or 0D); if the exciton is confined only in one dimension then 

nanomaterials are defined as quantum wires (1D); finally, if the confinement occurs in two 

dimensions we can talk about quantum wells (2D). The so-called Quantum rods (QRs) are 

nanocrystals moving from a 0D to a 1D confinement regime.17 
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1.2.1 The role of surface ligands 

 

For any substance, the surface-to-volume ratio is inversely correlated with its dimension; this is 

the reason why the surface plays a fundamental role at nanoscale. For instance, it can affect 

different properties such as solubility22 and generate completely new effects such as plasmon 

resonance23 and size-dependent catalytic activity.24 

In this sense molecules binding to the surface, commonly called surface ligands or 

surfactants, are an essential component in developing and preparing nanocrystals both in terms 

of synthesis; because they control nucleation and growth stages,25 and stability; since they screen 

nanocrystals from the surrounding environment and prevent their aggregation/flocculation by 

providing steric or electrostatic colloidal stability.26  

 

Amphiphilic molecules are ideal surfactants17 because their polar head is attached to the 

nanocrystal surface through donor atoms (e.g., N, nitrogen; O, oxygen; S, sulfur; P, phosphorus), 

while the apolar tail interacts with the surrounding medium. 

It is possible to choose between a huge number of molecules for coordinating the metal 

components of QDs (e.g., Cd, cadmium; Zn, zinc): alkylamines (R3-N, R2-NH, R-NH2) such as 

hexadecylamine (HDA) or octadecylamine (ODA); fatty acids (R–COOH) such as oleic acid 

(OA) or stearic acid; alkylphosphine oxides (R3PO) such as tri-octylphosphine oxide (TOPO); 

phosphonic acids (R–POOH) such as n-octadecylphosphonic acid (ODPA) or n-

tetradecylphosphonic acid (TDPA) and alkylthiols (R–SH) such hexanethiol (HT). 

On the other hand, the ligands to coordinate non-metal components of the QDs (e.g., Se, 

selenium; Te, telluride) are only alkylphosphines (R3P) such as n-trioctylphosphine (TOP) or 

tributylphosphine (TBP). 

Surfactants with two polar heads connected through a hydrocarbon chain such as dithiols 

(HS–R–SH); mercapto n-alkyl acids (HS–R–COOH); hydroxyalkylphosphines or peptides have 

been also developed to cross-link nanocrystals in more complex architectures27,28 or to render 

them water soluble.29  

 

The model already adopted for describing the interaction occurring in coordination 

complexes and involving the ligands and the metal center26 has been recently proposed30,31,32 to 

rationalize also the interaction between surfactants and QD surface. 

According to this model, it is possible to distinguish ligands of L-type (two-electron 

donors such as neutral Lewis bases), X-type (one-electron donors) and Z-type (two-electron 

acceptors such as Lewis acids). L-type ligands (e.g., amines, phosphines and phosphine oxides) 

donate their lone pair to a surface metal atom, thus establishing a dative bond; X-type ligands are 

monovalent anions (e.g., carboxylates, phosphonates and thiolates) and interact with electron 

poor sites at the QD surface; finally, Z-type ligands play the role of Lewis acids and interact with 

electron rich sites (e.g., chalcogenide anions in metal chalcogenide nanocrystals). 

 

Another important factor to consider is the lability of such an interaction; which allows 

the exchange of the “native” ligands with other ones bearing organic or inorganic ions,33,34 

clusters,35 and polymers36 to improve or to add specific functions in more complex nano-

architectures. Such a strategy will be discussed in the last paragraph of this chapter. 
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Last but not least, ligands can affect the optical, electrical and magnetic properties of 

nanocrystals. As highlighted above, the QDs exhibit valence and conduction bands split into 

discrete quantum-confined states;37 however, since surface atoms are not saturated (i.e., not 

involved in any interaction), there are extra electronic energy levels arising from these dangling 

bonds and localized within the band edges which act as a trap state, thus negatively affecting the 

photophysical properties of QDs. The interaction with surfactants introduces both new bonding 

and anti-bonding molecular orbitals, as represented in Figure 1.7: 

 

 
 

Figure 1.7 Schematic representation of electronic energy states of CdSe nanocrystals. Adapted 

from reference [30]. Copyright Nature Publishing Group 2016. 

 

The stronger this interaction the more shifted are these new levels with respect to the 

band edges, thereby preventing non-radiative relaxation via these states. The entity of this 

interaction, of course, depends on the nature of the involved ligands. 

In the case of CdSe QDs, for example, it has been observed that Lewis acids give rise to 

their quenching, while Lewis bases provide an enhancement38 of the emission quantum yield. 

More in detail, concerning the previous case, linear mono-dentate ligands such as primary 

alkylamines provide a more efficient surface passivation than sterically- hindered ligands such as 

n-alkylphosphine oxide, owing to a higher, so better, surface coating. 

Surface states can be also shifted away from the band edges through a rearrangement of 

surface atoms, thus allowing a partial overlap between the dangling orbitals of neighboring 

cations and anions; which, ultimately, results in a new redistribution of the electron density.39  

Such a process is defined surface self-passivation (or self-healing) and can be provided 

by surface relaxation and/or reconstruction. 
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Surface relaxation and reconstruction have been extensively investigated for 

technologically useful materials such as gallium arsenide (GaAs), zinc sulphide (ZnS) and 

cadmium telluride (CdTe).39 The first process involves a shortening of the bonds between the 

surface atoms and their neighbors immediately underneath, while the second is a more complex 

reorganization of the surface involving changes of both bond lengths and coordination geometry. 

It has been recently observed that the surface relaxation is strongly dependent on the 

coordination number of the atom in the reticular habits40 but also on the size of QDs, as in the 

case of CdSe QDs.41 

Generally, linear molecules such as primary alkylamines can promote surface relaxation 

and reconstruction better than bulky molecules such as TOPO; which are unable to form ordered 

self-assembled monolayer at the surface42,43 and therefore impose disorder and, eventually, also 

additional energy barriers for both such processes.  

 

It is important to note that also post-synthetic surface treatments can dramatically affect 

the photophysical properties of QDs. For instance, the emission quantum yield of CdSe QDs 

increases by one order of magnitude after the replacement of the native TOPO surfactant with 

primary alkylamines;44,45,46 while secondary alkylamines provide a relatively smaller 

enhancement (3 times more), which is even worse in the case of tertiary alkylamines (only 50% 

more).44 

Ligands able to decrease the emission quantum yield of the QDs have also been reported 

in the literature. Well-known examples of such ligands are methylviologen and alkylthiols, 

efficient electron and hole acceptors, respectively, from CdSe QDs.47,48  

The ability of a molecule to catch photoexcited electrons or holes from QDs, thus to 

prevent the charge recombination process, depends on its reduction or oxidation potential with 

respect to the size-dependent potential of conduction band or valence band of the QDs.48 This 

kind of quenching is so efficient that it is detectable even at low acceptor concentrations45,47,49 

and can be exploited for probing the carrier localization regime.50 

 

Finally, the impurities41,45 of solvents used for synthesis and/or an excessive purification 

steps41,43 can also negatively affect the emission quantum yield of QDs. 
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1.2.2 Preparation of Semiconductor Nanocrystals Quantum Dots 

 

After pioneering work in the early 1980s,51-54 the research in the field of semiconductor 

nanocrystals took advantage of the new synthetic protocol developed by Murray and co-

workers55 in 1993. This method has been the first affording the possibility of synthesizing 

monodisperse nanocrystals of II-VI type, such as CdSe, with a diameter ranging from 2 to 12 

nm. Any QD sample is commonly referred to as monodisperse if the deviation from the main 

size is equal to 5-10%, which corresponds to a value of FWHM (i.e., the full width at the half 

maximum) of about 26-28 nm in the emission spectra.19 

The synthetic procedure developed by Murray is also called the hot injection method and 

can be described as a three-steps process:17 

 

Activation of metal and chalcogenide precursors: it concerns the decomposition of 

precursor and formation of monomers, which will assemble in nanocrystallites of increasing size. 

Such a step is, however, still not so clear, since exhaustive studies have been performed only for 

few cases. 

 

Nucleation: in this process monomers assemble into crystal nuclei. The driving force of 

such a step is the free energy difference between monomers in the crystal and in solution. The 

total free energy variation, ΔGTOT, for the formation of a spherical nucleus of radius r with n 

monomers M (e.g., atoms, molecules or an ionic pairs) in solution is provided by Equation 1.1:17 

 

ΔGTOT = (4/3) πr3ΔGV + ΔGS = (4/3) πr3ρΔμ + 4πr2γ   (Eq.1.1) 

 

where ΔGV is the volume excess free energy and ΔGS is the surface excess free energy. ΔGV will 

be negative because new chemical bonds have been formed in the crystal nucleus and the energy 

spent to break bonds between the monomers and the solvent and/or the surfactants is widely 

compensated. ΔGS will be positive since monomers at the surface have unsaturated bonds.  

 

The factor ρ is referred to the density of the crystalline phase and Δμ is the chemical 

potential difference between nucleus and monomers in solution and can be approximated to: 

 

Δμ ≈ - k T lnS     (Eq.1.2) 

 

S is the amount of oversaturation and can be referred to as the ratio ST over S0, where ST is the 

monomer concentration in the growth solution and S0 the concentration at the equilibrium with a 

macroscopic crystal at temperature T, so its solubility. The factor γ represents the interfacial 

tension between the developing crystal and the supersaturated solution.  

ΔGV and ΔGS have opposite signs and different size dependences, so ΔGTOT will reach a 

maximum for nuclei with a critical radius, rc, and then decrease with increasing radius (see 

Figure 1.8). This results in an energy barrier for nucleation, ΔGC, thus establishing that the nuclei 

smaller than rC will re-dissolve, while those larger than rc can grow. The critical radius is given 

by Equation 1.3:17 
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rC = -2γ/ (ρ k T ln S)    (Eq.1.3) 

 

Equation 1.3 shows that the higher the temperature and/or the supersaturation the smaller rC, in 

agreement with experimental results.56 

Finally, by comparing Equation 1.3 with the Arrhenius equation for the rate of any 

reaction; the number of critical nuclei per unit time in a unit volume of solution, J, can be 

calculated by Equation 1.4:17 

 

J = J0 exp (-ΔGC/k T) ≈ J0 exp [-16 π γ3/3 k3 T3 (ln S)2]   (Eq.1.4) 

 

Where the pre-exponential factor J0 depends both on the number of monomer units per critical 

nucleus and the diffusion coefficient of the monomers, while the factor ΔGC represents the 

energy barrier for the nucleation already mentioned above. Equation 1.4 explains the utility of 

the hot-injection method, since supersaturation at high temperature results in small rC and high 

nucleation rates. 

 

Growth: such a process can be split into two steps. The first is the transfer of monomers 

to the nuclei through the reaction mixture; so, it essentially depends on the diffusion coefficient, 

D; the second one concerns the growth on the surface of nuclei. Total growth rate can be 

expressed with Equation 1.5:19 

 

  (Eq.1.5) 

 

Where ρm is the density of monomers in the crystals, P is the vapor pressure of a flat surface and 

arises from Gibbs-Thompson Equation. 

The general dependence of the growth rate on the radius of crystals is illustrated in Figure 

1.8: 
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Figure 1.8 Schematic representation of the regimes of the hot injection method. 

 

As predicted from the previous description of the nucleation stage, for nuclei smaller than 

rc the growth rate is negative, so disaggregating of the crystallite is favoured to the supply of 

fresh monomers; moreover, it is interesting to point out the maximum of the curve at a value of 2 

rc. If all crystals are bigger than this value then the smaller ones grow faster than the larger ones 

and the size distribution become narrower over time. This condition is called the size-focusing 

regime. 

During the synthesis, the stock of monomers decreases so the critical size increases and 

as soon as the parameter 2 rc has reached a value at the lower end of the size distribution, the 

system goes to the broadening regime. Finally, when the smallest nanocrystals are smaller than rc 

the Ostwald ripening occurs with the smallest nanocrystals disaggregating to free monomers 

which will incorporate then to the large nanocrystals, with a consecutive significant broadening 

of the size distribution. 

It is simple to understand that the efficiency of the size-focusing is affected by the 

nucleation stage which, ideally, should finish before the diffusion controlled growth step could 

take place. If nucleation had not finished before growth has started then those nanocrystals 

nucleated first would have grown already too much, thus resulting in broad size distribution 

which cannot be improved by size focusing. 

 

From a practical point of view, the hot injection method involves the pyrolysis of 

dimethyl cadmium (CdMe2) and trioctylphosphine selenide (TOPSe) at 300°C in 

trioctylphosphine oxide (TOPO), as a high boiling point solvent. These precursors are usually 

prepared in an air-free dry-box by mixing the required amount of CdMe2 and Selenium powder 

in trioctylphosphine, TOP. 
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The use of organometallic reagents as precursors was inspired by the procedure 

developed by Brus and co-workers57 in 1988, through which CdSe nanoclusters were synthesized 

in reverse micelles by using bis(trimethylsilyl) selenium [Se(TMS)2] and cadmium perchlorate 

[Cd(ClO4)2] as starting materials. 

 

Since CdMe2 is pyrophoric, toxic and requires an inert atmosphere,58 researchers tried to 

find out novel strategies involving other cadmium sources. Peng and co-workers published in 

early 2000s many procedures on the synthesis of QDs59,60 exploiting cadmium oxide (CdO) in 

combination with several fatty acids, amines or phosphonic acids for preparing high-quality 

CdSe (see Figure 1.9). 

Moreover, within these new procedures, 1-octadecene (ODE) has been introduced as non-

coordinating and less expensive solvent, thus replacing alkyl phosphines. 

 

 

Figure 1.9 Schematic representation of the absorption and luminesce spectra of high-quality 

CdSe QDs of different size. 

 

The QDs illustrated in this thesis have been prepared by following either Peng’s protocol, 

with slight variations, or a very recent one developed by Maitra and co-workers61 which replaces 

CdO with cadmium deoxycholate as cadmium source. 

 

Alternatively, QDs can be fabricated by the high-resolution electron beam lithography 

and etching.62,63 However, lithographic methods often produce contamination, defect formation, 

size non-uniformity, poor quality and are time-consuming and expensive processes; therefore, 

new more sophisticated techniques for QDs fabrication64 are required. 

One of these techniques is the Molecular Beam Epitaxy (MBE),65 developed by Arthur 

and Cho66 in 1975. Such a method provides a thin-film deposition of single nanocrystals and it is 

exploited in the manufacture of semiconductor devices, including transistors for cellular phones 

and Wi-Fi devices. In this case the QDs growth on a surface starting from special precursors in 

vapour phase; however, the size-control is more difficult.67 
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1.2.3 Core-Shell Quantum Dots 

 

The surface of so-prepared QDs is covered by a monolayer of organic ligands, which can affect 

their photophysical properties as already discussed. For example, the synthesis in a TOPO/TOP 

surfactant mixture affords CdSe QDs with relatively low emission quantum yields (less 

than10%), while the HDA/TOPO/TOP mixture can provide CdSe QDs with relatively very high 

quantum yields (about 85%).68 

Nevertheless, the surface cannot be considered as defect-free,69 simply because of its 

intrinsic crystalline nature. In addition to dangling orbitals, such surface defects can act as 

charge-carrier trap states, thus negatively affecting the photophysical properties of the QDs. 

However, the QDs can be passivated by another semiconductor material to increase the 

chemical stability and the photophysical properties, thus providing Core-Shell systems, whose 

final properties will depend both on core and shell materials. More precisely, depending on the 

relative band level positions, three types of Core-Shell QDs can be distinguished,17 as shown in 

figure 1.10: 

 

 
 

Figure 1.10 Schematic representation of the three-limiting charge carrier localization regimes in 

core-shell quantum dots. Adapted from reference [17]. Courtesy of M. Vis and A.G.M. 

Brinkman (Utrecht University, Netherlands). 

 

Type I: the band gap of the core is smaller than that of the shell, so the exciton will be 

physically confined in the core and screened from the surrounding environment, thus giving rise 

to a new system keeping the same optical properties of the starting core (e.g., absorption and 

emission spectra) but also exhibiting improved photophysical properties (e.g., luminescence 

quantum yields and lifetimes) owing to such a surface passivation. 

It is important to note that the energy offsets within the core and the shell are finite, so the 

exciton can move through the shell. Such a process is referred to as exciton leakage and gives 

rise to the red shift of both absorption and emission spectra. The amount of such a shift is 

inversely correlated to the entity of the reduction in exciton confinement. So, the smaller the 

energy offsets the more significant such a red-shift. 

CdSe-ZnS Core-Shell QDs represent the prototype of such systems, but other similar 

ones such as CdS-ZnS70 or InP/ZnS71 have been developed and investigated. 
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Type I1/2: in this system one charge-carrier is confined in the core or in the shell, while 

the other is delocalized over the entire nanostructure. Example of such a system are CdSe-

CdS72,73 and ZnSe/CdSe74,75 QDs. 

 

Type II: the staggered energy level alignment gives rise to the spatial separation of the 

electron and the hole over the whole nanostructure, thus leading to a spatially indirect exciton. 

These systems show longer radiative lifetimes,49,74,76 increased exciton polarisability74 and 

emission at lower energies with respect to the band-gap of both materials.49,74 Examples of such 

Core-Shell nanocrystals are CdSe-ZnTe QDs,77,78 ZnSe-CdS79 and ZnTe-ZnSe QDs.80  

 

Many experiments described in this thesis have been performed with CdSe-ZnS Core-

Shell QDs, so a brief discussion about their synthetic procedure is now introduced. 

The overcoating of CdSe QDs was reported for the first time by Guyot-Sionnest and co-

workers in 1996.81 This protocol involves highly-reactive organometallic reagents such as 

diethyl zinc (ZnEt2) and hexamethyldisilathiane [S(TMS)2], which are injected, in only one step, 

in the reaction mixture containing bare CdSe core QDs. It is possible to obtain CdSe-ZnS QDs 

with relatively high both luminescence quantum yield and photostability by using this method as 

well as its derivatives.82 

Peng and co-workers developed in 2003 the so called Single Ion Layer Absorption and 

Reaction (SILAR) method as an alternative overcoating protocol which involves less reactive 

and air-stable precursors such as zinc stearate and elemental sulfur (S).83 

Such a method allows us to deposit a precise number of shell monolayers as well as the 

preparation of multi-shell QDs, whose core is covered by a shell of different semiconductor 

materials.84 In this case the precursors are alternatively injected to the reaction mixture 

containing bare CdSe core QDs until obtaining a shell of the desired thickness. 

Finally, protocols showing the preparation of CdSe-ZnS Core-Shell QDs by exploiting 

different ZnS precursor, such as zinc diethyldithiocarbamate (Zn(S2CNEt2)2),
85 have been 

recently developed.  
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1.2.4 Experimental techniques for characterizing Quantum Dots 

 

Spectroscopic, scattering, imaging and computational techniques are required to fully 

characterize and/or investigate QDs. These techniques provide complementary information about 

interactions occurring on their surface; composition, structure and intrinsic properties such as 

thickness, density and dielectric constant of bound ligands.30 

 

Absorption spectroscopies: UV-vis spectroscopy allows us to identify the first excitonic 

peak which is directly correlated with the Eg of nanocrystals, so with their size. 

FT-IR allows the investigation of surface ligands such as fatty acids, which exhibit a 

typical absorption around 3000 cm-1 and 1500 cm-1. Moreover, the infrared resonances provide 

information about the conformation of the capping layer.  

 

Nuclear Magnetic Resonance spectroscopy (NMR): the bound ligands show a typical 

broadening due to dipolar coupling but cannot be resolved from the signal of the free ligands. 

Dynamic NMR experiments, such as DOSY, are suitable for resolving such signals. 

 

Small-angle X-ray scattering (SAXS) and dynamic light scattering (DLS) focuses on the 

analysis of the thickness of the capping layer and its contribution to the total hydrodynamic 

radius. 

 

Transmission electron (TEM) and scanning probe (STM, AFM) microscopy allow the 

morphological investigation of QDs. 

 

Density functional theory (DFT) and molecular dynamics (MD) are used to model ligand-

surface interactions. 
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1.2.5 Functional Quantum Dots by post-synthetic surface modification 

 

The QDs are emerging nanostructured materials with unique photophysical properties, that are 

not observed in their corresponding bulk materials27,86 such as broad absorption bands with high 

absorption cross section and high luminescence quantum yield, longer luminescence lifetimes in 

comparison with classical fluorophores,87 high photostability88 and emission wavelengths which 

can be tuned with their dimension.22  

Moreover, QDs can be differently decorated through post-synthetic treatments, 

essentially for making hydrophilic and biocompatible nanocrystals or to attach functional 

molecules to perform specific functions, such as sensing,89 or processes, such as catalysis.90,91  

How to obtain water-soluble QDs will be discussed in the third chapter of the thesis. 

 

Bare QDs are not attractive as luminescent sensors because their photophysical properties 

are hardly affected by the presence of analytes in the surrounding medium (except for some 

metal ions that can exchange with those on the nanocrystal surface). Then, QDs must be 

decorated with ligands bearing a molecular functionality to introduce new recognition tools; thus 

providing, for example, a QD based luminescent-chemosensor.92 

A luminescent-chemosensor generally consists of a luminophore (L), emitting light upon 

photoexcitation; a quencher (Q), which can prevent the emission of L by some mechanisms; and 

a control component which can affect the behaviour of Q, as consequence of the external 

stimulation. In such a system one (or more) input signal(s), coded for by a change in the 

analyte(s) concentration, produces a change in a luminescence output.93,94 A general luminescent 

chemosensor is represented in Figure 1.11: 

 

 
 

Figure 1.11 Scheme of the analyte-modulated ‘turn on’ photoluminescence response in a 

luminophore-quencher-receptor multicomponent chemosensor. Adapted from reference [92]. 

Copyright Springer 2016. 

 

The ability of the quencher to alter the emission of the luminophore is essentially affected 

by the binding of the analyte to the receptor. In many cases the quencher and the control 

component are the same entity.  

Both the photoinduced electron and electronic energy transfer processes are useful to 

provide the modulation of luminescence intensity in supramolecular systems.93,95 
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Many examples of QD-chemosensor based on photoinduced electron transfer (PET) are 

described in this chapter, while those based on the electronic energy transfer will be illustrated in 

Chapter 5. 

If a QD is connected to a molecular electron acceptor A, whose LUMO orbital is lower in 

terms of energy than that of the conduction band edge, then a photoinduced electron transfer 

from the photoexcited QD to A can occur, accompanied by the quenching of its luminescence 

(see Figure 1.12 a). Conversely, if a QD is connected with an electron donor D, whose HOMO 

orbital is higher than that of the valence band edge, an electron transfer from D to the 

photoexcited QD can occur (see Figure 1.12 b). 

 

 
 

Figure 1.12 Schematization of the PET occurring (a) from the photoexcited QD to an electron 

acceptor A, and (b) from an electron donor D to a photoexcited QD. Adapted reference [92]. 

Copyright Elsevier 2014. 

 

The kinetics of the PET processes will depend on redox potentials, distance, electronic 

coupling of the components; then, if one or more of such parameters can be affected by external 

stimulation a switching behaviour is achieved.  

 

Mews and coworkers96 have investigated CdTe and CdSe QDs functionalized with 

surfactants consisting of a 1,10-phenanthroline moiety directly bound to an azacrown ether. In 

such a system QDs are quenched because of the PET occurring from the phenanthroline to the 

photoexcited QDs. By taking advantage of a host-guest interaction between the azacrown ether 

moiety and Ba2+ ions it is possible to modulate the PET efficiency in a way that depends both on 

the dimension and the composition of the nanocrystals. More in detail, for CdSe QDs with a 

diameter of 2.5 and 3 nm, and for CdTe QDs 2.5 nm in diameter, the emission intensity 

decreases by adding Ba2+ ions. Larger CdTe QDs show the reverse behaviour, since in this case 

the host-guest interaction lowers the HOMO level of the ligands below the valence band edge of 

QDs, thus avoiding the PET to the photoexcited QD, as shown in figure 1.13: 
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Figure 1.13 Schematic representation (a) and simplified energy-level diagram (b) of the 

luminescent sensing of Ba2+ ions with CdTe QDs functionalized with 1,10-phenanthroline-

azacrown ether ligands. Adapted from reference [92]. Copyright Springer 2016. 

 

PET can also occur from QDs to the ligands, as in the case of QDs-urea nanohybrids.97 

The luminescence is quenched by the thiol moieties of functional ligands, which can play as 

hole-acceptors. If the ureidic moiety complexes CO3
2- anions, then an enhancement of the 

luminescence intensity of QDs occurs. In this case the binding of the analyte gives rise to the 

shift of the reduction potential of the ligands to more negative value as well as to their 

rigidification, thus avoiding the photoinduced electron transfer process. 

These nanohybrids exhibit remarkable selectivity for CO3
2- with respect to several anions 

(e.g., halides, NO3
-, HPO4

2-, H2PO4
-, HCO3

-, HSO4
-). 

 

A chloride ion sensor was also developed by decorating CdSe-ZnS Core-Shell QDs with 

lucigenin,98 an acridinium dication able to detect Cl– anions. In absence of chloride anions, both 

QDs and lucigenin are quenched because of PET occurring from the nanocrystals to the ligand 

(see Figure 1.14); while in presence of Cl– ions, a further decrease of lucigenin emission and an 

enhancement of QDs luminescence were observed. Such a chemosensor has been also seen to 

have a negligible response with respect to several anions (e.g., SO4
2-, NO3

-, PO4
3-, CH3COO-, 

HClO4
-, HCO3

-) and tested both in simulated physiological experiments and fluorescence 

lifetime imaging applications, exhibiting a promising applicability.99 
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Figure 1.14. Schematic representation of Cl- sensing occurring in CdSe-ZnS QDs and lucigenin 

based chemosensor. Adapted from reference [92]. Copyright Springer 2016. 

 

Nanohybrids not showing any interaction with the QDs and the functional ligands have 

also been developed. In this case the QD provides a luminescent signal useful as an internal 

reference for ratiometric sensing. An example of such a system is the ratiometric oxygen 

sensor100 schematized in Figure 1.15: 
 

 
 

Figure 1.15 Schematic representation of the oxygen sensor consisting of CdSe-ZnS QDs 

decorated with an imidazole-based surfactant bearing a pyrenyl unit. Adapted from reference 

[92]. Copyright Springer 2016. 
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This system has been obtained by decorating CdSe-ZnS Core-Shell QDs with an 

imidazole based surfactant bearing a pyrenyl moiety. The luminescence spectrum of such a 

species exhibits two bands with different dependence on the oxygen (see Figure 1.16); namely, 

pyrene type emission is dynamically quenched by oxygen (following the Stern-Volmer relation), 

while the QD emission is unaffected by the presence of oxygen. Therefore, the QD emission can 

be used as an internal standard for normalizing the response signal of the pyrenyl moiety, thus 

forming the basis for a ratiometric sensor.  

 

 
 

Figure 1.16 Luminescence spectra of the QD-pyrene nanohybrids in chloroform as a function of 

the O2 pressure: 0 (––––), 0.213 (– – –) and 1.013 (······) bar. The spectra have been recorded by 

exciting at 275 nm. The inset shows the linear correlation between the ratiometric 

photoluminescence response (calculated as the QD-to-pyrene emission intensity ratio) and the O2 

partial pressure. Adapted from reference [100]. Copyright RSC Publishing 2011. 
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Chapter 2 

Materials, experimental procedures and 

techniques 

 

 

2.1 Chemical Reagents 
 

Cadmium oxide (CdO, 99.99%), cadmium nitrate tetrahydrate (Cd(NO3)2,  98%), selenium 

powder (Se, 99.5%, 100 mesh), sulfur elemental (S, 99.98%, powder), n-trioctylphosphine oxide 

(TOPO, 90%), n-trioctylphosphine (TOP, 97%), tributylphosphine (TBP, mixture of isomers, 

97%), 1-octadecene (ODE), n-hexadecylamine (HDA, 98%), stearic acid (reagent grade, 95%), 

oleic acid (OA, ≥99%), deoxycholic acid (≥99%, HPLC), sodium deoxycholate (≥97%), n-

octadecylamine (ODA, 97%), diethyl zinc (ZnEt2, 1 M solution in n-heptane), 

hexamethyldisilathiane (S(TMS)2, synthesis grade), lipoic acid (LA, (±)-α-lipoic acid, ≥98%), R-

(+)- α-lipoic acid (≥98.0% (HPLC)), tetrabutylammonium borohydride (TBABH4, 98%), sodium 

borohydride (NaBH4, ReagentPlus®, 99%) Amberlite IRA 400 (chloride form), N-

hydroxysuccinimide (NHS, 98%) polyethylene glycol 400 (PEG400, average Mn 400), 

dicyclohexylcarbodiimide (DCC, 99%); 4-(dimethylamino)pyridine (DMAP, ≥99%) lithium 

diisopropylamide (LDA, 2.0 M solution in tetrahydrofuran), phthalimide potassium salt (98%), 

hydrazine hydrate (reagent grade, N2H4 50-60 %), piperidine (ReagentPlus®, 99%); magnesium 

sulfate (MgSO4, reagent grade, ≥99.5%) were purchased from Sigma Aldrich and used without 

any further purification. Zinc oxide [ZnO, 99.99% (metals basis)], sulfur powder (S, 99.5%, -325 

mesh) were purchased from Alfa Aesar and used without any further purification. Ruthenium (II) 

bis(bipyridyl) dichloride was purchased from Strem and used without any further purification. 

4-Bromo-1,8 Napthalic Anhydride (>95%) and 1-Pyrenecarboxylic acid (>97%, GC) were 

purchased by TCI and used without any further purification.  

Millipore Amicon Ultra-15 mL centrifugal filters (30 KDa cut off) were purchased from 

Sigma-Aldrich. 

Solid samples have been weighted on a Mattles AT261 balance (sensitivity 0.01 mg, 

experimental error estimated less than 10%). 

 

Synthetic grade hexane, cyclohexane, toluene (Tol), chloroform (CHCl3), diethyl ether 

(Et2O), methanol (MeOH), ethanol (EtOH), acetone (CO(CH3)2), ethyl acetate (EtOAc), 

tetrahydrofuran (THF), acetonitrile (CH3CN) and dimethylformamide (DMF) have been 

purchased from Sigma-Aldrich.  

Deuterated solvents Chloroform (Chloroform-d, "100%", 99.96 atom % D) and 

Acetonitrile (Acetonitrile-d, "100%", 99.96 atom % D) were purchased from Sigma Aldrich and 

used for the NMR characterization. 

Chloroform, methanol, hexane, acetonitrile, provided by UvaSol have been used for 

spectroscopy measurements. 
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2.2 Synthesis of Semiconductor Nanocrystal Quantum Dots 
 

CdSe and CdS Core and CdSe-ZnS Core-Shell(s) Quantum Dots (QDs) used in the experiments 

described in this manuscript have been synthesized following methods already reported. 

 

 

2.2.1 Synthesis of CdSe Quantum Dots 

 

Hydrophobic CdSe Core QDs have been prepared following the protocols developed by Peng 

and coworkers1 or Maitra and co-workers2 with slight modifications.  

 

Peng’s protocol: CdO (25.62 mg, 0.2 mmol), stearic acid (227.58 mg, 0.8 mmol) and ODE (2 g) 

were mixed in a 25 mL three-neck flask and heated to about 200°C until a colourless solution 

had been obtained. 

After this solution had been cooled to room temperature, ODA (1.5 g, 5.56 mmol) or 

HDA (1.34 g, 5.56 mmol) and TOPO (0.5 g, 1.29 mmol) were added into the flask. The resulting 

mixture was first degassed under vacuum at about 120°C for 1 hour, then re-equilibrated with 

argon and, finally, re-heated to about 300°C. In a nitrogen filled dry box (MBraun Lab-Star, 

MB10), Se (0.16 g, 2 mmol) was suspended in 2 mL of TOP in a 8 mL glass vial equipped with 

rubber septum and heated up to be dissolved. Finally, the TOP-Se precursor solution was quickly 

injected to the cadmium precursor solution.  

After the injection, the growth temperature was decreased of 20°C-30°C and the mixture 

turned very rapidly from colourless to light yellow, orange and dark red colours. During the 

synthesis, aliquots were taken to check the size of growing nanocrystals. 

When the desired size had been reached, the reaction was stopped by cooling down the 

mixture to room temperature, then an extraction procedure2 was used to purify the nanocrystals 

from side products and unreacted precursors. The nanocrystals remained in the hydrophobic 

hexanes/ODE layer, while the unreacted precursors and the free-ligand excess were extracted 

with methanol. Alternatively, QDs were dissolved in a small amount of CHCl3 and suspended by 

adding MeOH in order to remove excess free ligands, and finally centrifuged at 5000 rpm for 10 

minutes at 25°C. The supernatant was removed and the QDs re-dissolved in CHCl3. Such a cycle 

of suspension/centrifugation was repeated at least three times. 

Finally, QDs were re-dissolved and stocked in hexane or chloroform solutions for further 

investigation and/or manipulations. The concentration of QDs was determined by the Lambert-

Beer’s law with the reported extinction coefficients of CdSe nanocrystals.3 

 

Maitra’s protocol: A solution of Cd(NO3)2 in MeOH (30 mL, 50 mM) was added to a 

methanolic solution of sodium deoxycholate (180 mL, 25 mM) and stirred. A fine precipitate of 

cadmium deoxycholate started appearing within a minute and the solution became viscous. After 

15 minutes, the formation of a gel had been observed and the mixture has been stirred for 

another 45 minutes. The white precipitate was filtered off, washed with cold MeOH (2 x 5 mL) 

and dried overnight under vacuum. 

Then cadmium deoxycholate (0.049 g, 0.05 mmol), deoxycholic acid (0.128 g, 0.32 

mmol), HDA (1 g, 4.14 mmol) and TOPO (1 g, 2.6 mmol) were put in a three-neck round bottom 

flask, degassed under vacuum and heated up to 300°C under argon flow. 
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0.5 mL of TOPSe solution was prepared by dissolving Se (0.039 g, 0.5 mmol) in TOP 

(0.5 mL, 1.1 mmol) and quickly injected to the cadmium precursor solution. After the injection, 

the growth temperature was kept at 290°C. During the synthesis, aliquots were taken to check the 

size of growing nanocrystals. When the desired size had been reached, the reaction was stopped 

by cooling the mixture to room temperature.  

Finally, QDs were purified by precipitation using acetone/MeOH (5:1, v/v). The 

precipitate was isolated by decantation and centrifugation, and re-dissolved in CHCl3 for further 

studies. 

 

 

2.2.2 Synthesis of CdSe-ZnS Core-Shell Quantum Dots 

 

CdSe-ZnS Core-Shell Quantum Dots can be synthesized by following two different methods 

depending essentially on their size. The first one is the Single Ion Layer Adsorption and 

Reaction (SILAR), developed by Peng and co workers4 and the second one is the one-time 

precursors injection developed by Guyot-Sionnest and coworkers.5 
 

The SILAR method consists essentially of alternate injections of zinc (Zn) and sulfur (S) 

precursors in a solution containing bare CdSe nanocrystals. The amount of Zn and S precursors 

required for each ZnS shell is determined by the number of surface atoms of a given core QD 

sample, by considering the relative small (i.e., 10%) lattice mismatch between CdSe and ZnS 

bulk crystals in the wurtzite structure. 

The average thickness of one ZnS shell is 0.31 nm. So, the first ZnS shell should increase 

the diameter of a CdSe nanocrystal by 0.62 nm.  

Shell precursors have been prepared in two different 20 mL scintillation vials equipped 

with rubber septa. The zinc precursor was prepared by dissolving 0.325 g (4 mmol) of ZnO, 

0.904 g (3.2 mmol) of OLA and 7.09 g of ODE at 250°C. The sulfur precursor was prepared by 

dissolving 12.8 mg (0.4 mmol) of elemental sulfur in 7.88 g of ODE at 150°C. During the 

heating step, both solutions are degassed under vacuum and equilibrated with argon. Before the 

injection, the precursors could cool down to 80°C. 

In a typical synthesis, bare CdSe core QDs (1.6×10-4 mmol, 3.4 nm in size) dissolved in a 

minimum amount of chloroform or hexane, were mixed with 2.4 g (8.9 mmol) of ODA and 8 g 

of ODE in a 100 ml three-neck round bottom flask. The mixture was carefully degassed under 

vacuum at 30°C to remove low-boiling point solvents.  

Then, the solution was kept under reduced pressure for 1 h and 30 min. Additional heating at 

120°C for 15 min was performed to remove any traces of solvents and water. Then, under argon 

flow, the temperature was increased at 230°C for the growth of the shell. In such conditions 

2.74×10-2 mmol of Zn and S precursors are required for the first shell, 3.67×10-2 mmol for the 

second layer and 4.72×10-2 mmol for the third layer and so on. 

After injection, the solution was kept under stirring at 230°C for 20 minutes before the 

injection of the second precursor, in this case the S precursor. These injection cycles were 

repeated to reach the desired shell thickness; then, the reaction was stopped by cooling the 

reaction mixture at room temperature. Finally, CdSe-ZnS Core-Shell QDs were purified as 

already described above for CdSe core samples. 
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The one-time precursors injection reaction was reported the first time by Guyott-

Sionnest5 in 1996 and further developed by Dabbousi and co-workers in 1997.6 This method is 

based on the simultaneous single injection of the precursors required for a desired shell 

thickness. Highly reactive diethyl zinc (ZnEt2) and hexamethyldisilathiane (S(TMS)2) were used 

as zinc and sulfur precursors respectively. 

This method allows to coat small CdSe QDs since the reaction temperature is relatively 

low. The amount of precursors was calculated in the same way as the SILAR method. In a 

typical synthesis, 13 g (3.3 mmol) of TOPO and 1.3 g (4.82 mmol) of ODA were loaded in a 100 

mL three-neck round bottom flask and degassed under reduced pressure at 120°C followed by 

equilibrating with argon. Temperature was decreased to 30°C and a hexane solution containing 

(1.6×10-4 mmol) of 3.4 nm CdSe core QDs was added to the mixture. The solvent was removed 

under vacuum and the reaction mixture was further heated at 115°C for 15 minutes in order to 

remove any traces of water. 

Under argon flow the temperature was further increased to a proper value, depending on 

the size.6 For example, in the case of 3.4 nm CdSe core the temperature was 150°C. A proper 

amount of Zn and S precursor (0.1 M in TOP) prepared in a nitrogen filled dry box, was injected 

dropwise over a period of 5-10 minutes. Then the temperature was dropped to 90°C for several 

hours to allow the coating of the shell on the CdSe core. 

Finally, the solution was allowed to cool down, chloroform was added and, finally, QDs 

were purified by either the extraction procedure or the dissolution/suspension/centrifugation 

method. 

The choice between the first and the second method depends on the dimension of the 

CdSe core. For small QDs (diameter < 3.4 nm) the one pot method is more suitable, simply 

because it requires the use of very reactive zinc and sulfur precursors such as ZnEt2 and S(TMS)2 

but the reaction can be performed at relatively low temperature at which smaller CdSe 

nanocrystals are stable without undergoing to the Ostwald ripening process. 

For relatively large QDs (diameter > 3.4 nm) both methods can be used; however, the 

SILAR is more convenient and safe owing to the use of less reactive precursors such as ZnO and 

elemental sulfur and, moreover, it allows a fine modulation of the zinc sulfide shell thickness. 

Nevertheless, the reaction temperature in this case has to be higher for activating the precursors. 

 

 

2.2.3 Synthesis of CdS Quantum Dots 

 

Hydrophobic CdS core QDs were synthesized through a method reported by Peng and 

coworkers.7 Typically, a mixture of CdO (0.0128 g, 0.10 mmol), OA (0.282 g, 1 mmol) and 

ODE (3.7 g) was heated to 300°C. A solution of sulfur (0.016 g, 0.05 mmol) in 2 mL of ODE 

was swiftly injected into this hot solution, and the reaction mixture was allowed to cool to 250°C 

for the growth of CdS nanocrystals.  

Aliquots were taken during the growing; and the reaction mixture was allowed to cool to 

room temperature when the desired size was reached. The same procedure described above for 

purifying and stocking CdSe nanocrystals were also adopted for CdS QDs. The corresponding 

concentration was measured using Beer’s law with the reported extinction coefficients of CdS 

nanocrystals.3 



30 

 

2.3 Synthesis of lipoic acid-based surface ligands 

 

 

2.3.1 Synthesis of 2,5-dioxopyrrolidin-1-yl 5-(1,2-dithiolan-3-yl) pentanoate 

 

 
 

Scheme 2.1 Synthetic route for preparing the activated ester of lipoic acid (LA-NHS). 

 

 

Synthetic procedure: 

 

2,5-Dioxopyrrolidin-1-yl 5-(1,2-dithiolan-3-yl) pentanoate (LA-NHS) was prepared from 

lipoic acid (LA) by following a reported procedure.8  

Briefly, a solution of DCC (6.00 g, 29.1 mmol) in 10 mL of THF was added dropwise to 

a solution of LA (5.00 g, 24.23 mmol) and NHS (3.35 g, 29.1 mmol) in 150 mL of THF at 4°C. 

The mixture was then warmed to room temperature and stirred for 5 h. The precipitate was 

removed by filtration under vacuum; then the solvent was evaporated under reduced pressure. 

The crude product was re-dissolved in 100 mL of EtOAc and filtered once again. Finally, the 

product was recrystallized from a solution of EtOAc/Hexane (1:1; v/v) as a pale-yellow solid 

(yield =80%).  

 

The NMR spectrum recorded agrees to that already reported in literature: 
1H NMR (300 MHz, CDCl3); δ (ppm): 3.58 (m, 1H), 3.13 (m, 2H), 2.84 (s, 4H), 2.63 (t, J = 7.1 

Hz, 2H), 2.50 (m, 1H), 1.99-1.46 (m, 7H). 
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2.3.2 Synthesis of 5-(1,2-dithiolan-3-yl)-N-(pyren-1yl-methyl) pentanamide 

 

 
Scheme 2.2 Synthetic route for preparing LA-PYR. 

 

 

Synthetic procedure: 

 

5-(1,2-Dithiolan-3-yl)-N-(pyren-1-ylmethyl) pentanamide (LA-PYR). 

1-Methylamine pyrene hydrochloride (1g, 3.73 mmol) was suspended in 50 mL of an aqueous 

solution of sodium bicarbonate in excess to deprotonate the amino group and extracted with Et2O 

(3 x 20 mL). The organic phases were combined and dried over MgSO4 and the solvent was 

removed under reduced pressure.  

Then, LA-NHS (500 mg, 1.6 mmol) and 1-methylamine pyrene (740 mg, 3.2 mmol) were 

dissolved in 10 mL of DMF and stirred at room temperature overnight. CHCl3 (30 mL) was 

added and the mixture was washed with water (3 x 15 mL). The organic phase was then dried 

over MgSO4, filtered, and the solvent removed under reduced pressure. The crude solid product 

was recrystallized from EtOH (yield=30%). 

 
1H NMR (300 MHz, CDCl3): δ (ppm) 8.3-8 (m, 9H), 5.8 (b. s., 1H), 5.2 (d, J = 5.3 Hz, 2H), 3.58 

(m, 1H), 3.13 (m, 2H), 2.63 (m, 1H), 2.2 (t, J = 7.4 Hz, 2H), 1.99-1.46 (m, 7H). 

 
13C NMR (300 MHz, CDCl3): δ (ppm) 172.32, 131.21, 128.25, 127.56, 127.32, 126.13, 125.42, 

124.76, 122.85, 77.49, 77.07, 76.65, 56.37, 41.95, 40.13, 38.40, 36.41, 34.55, 28.83, 25.44. 

 

HRMS-ESI: Calcd. for C25H25NOS2 [M + Na]+ 442.13. Found 442.127. 
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2.3.3 Synthesis of napthalimide-based ester of lipoic acid 

 

 
Scheme 2.3 Synthetic route for preparing LA-NAP. 

 

 

Synthetic procedure: 

 

4-Piperidine-1,8-napthalic anhydride (1) was synthesized by following a reported procedure.9 

Briefly, 4-bromo-1,8-naphthalic anhydride (2.77 g, 10.0 mmol) and piperidine (1.97 mL, 20 

mmol) were dissolved in 25 mL of 2-methoxyethanol and stirred under reflux for 5 h. The 

reaction mixture was then cooled to room temperature to provide a yellow solid, which was 

purified by recrystallization from EtOH to give 2.41 g of 1 as orange needles (yield=86%). 

 

The NMR spectrum recorded agrees to that already reported in literature: 
1H NMR (300 MHz, CDCl3); δ (ppm): 8.54 (d, J = 7.0 Hz, 1H), 8.46 (d, J = 8.0 Hz, 1H), 8.41 (d, 

J = 8.0 Hz, 1H), 7.68 (t, J = 8.0 Hz, 1H), 7.17 (d, J = 8.0 Hz, 1H), 3.29 (s, 4H), 1.90 (s, 4H), 1.75 

(s, 2H). 

 

Compound (2) was synthesized by following a reported procedure.9 

Compound 1 (1.90 g, 5 mmol) and ethanolamine (1.2 mL, 20 mmol) were dissolved in 15 mL of 

EtOH and stirred under reflux and a nitrogen atmosphere for 6 h. A yellow precipitate was 

observed after cooling, which was filtered off and washed with cold EtOH. The crude product 

was finally purified by chromatography using CH2Cl2/EtOAc (2:1; v/v) as eluent to provide 1.28 

g of 2 as a yellow solid (yield=79%). 

 

The NMR spectrum recorded is in agreement to that already reported in literature: 
1H NMR (300 MHz, CDCl3); δ (ppm): 8.56 (d, J = 7.0 Hz, 1H), 8.48 (d, J = 8.0 Hz, 1H), 8.38 (d, 

J = 8.5 Hz, 1H), 7.68 (t, J = 8.0 Hz, 1H), 7.16 (d, J = 8.5 Hz, 1H), 4.43-4.44 (m, 2H), 3.96 (s, 

2H), 3.23 (s, 4H), 2.69 (s, 1H), 1.88 (s, 4H), 1.72 (s, 2H). 
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Compound 3 (LA-NAP). 

LA-NHS (500 mg, 1.6 mmol) and compound 2 (1 g, 3.2 mmol) were dissolved in 10 mL of 

DMF and catalytic amounts of DCC and DMAP. The resulting mixture was stirred at 50°C 

overnight. Then CHCl3 (30 mL) was added and the mixture was washed with water (3 x 15 mL); 

the organic phase was then dried over MgSO4, filtered and the solvent removed under reduced 

pressure. The crude product was finally purified by chromatography using EtOAc/Cyclohexane 

(1:4; v/v) as eluent to afford 3 as orange powder (yield=50%). 

 
1H NMR (300 MHz, CDCl3) δ (ppm): 8.56 (d, J = 7.3 Hz, 1H), 8.48 (d, J = 8.1 Hz, 1H), 8.38 (d, 

J = 8.4 Hz, 1H), 7.68 (t, J = 8.4 Hz, 1H), 7.16 (d, J = 8.1 Hz, 1H), 4.62-4.44 (m, 4H), 3.56-3.43 

(m, 1H), 3.3-3.0 (m, 6H), 2.5-2.0 (m, 3H), 1.91-1.2 (m, 13H). 

 
13C NMR (300 MHz, CDCl3): δ (ppm) 132.85, 131.16, 130.84, 126.30, 125.38, 114.75, 77.48, 

77.05, 76.63, 61.66, 56.26, 54.55, 40.11, 38.85, 38.45, 34.56, 33.90, 28.66, 26.23, 24.42, 24.34. 

 

HRMS-ESI: Calcd. for C27H32N2O4S2 [M+Na]+ 535.17. Found 535.168. 

 

 

2.3.4 Synthesis of lipoic acid-conjugated polypyridyl ruthenium (II) complex 

 

 
 

Scheme 2.4 Synthetic route for preparing LA-Ru. 
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Synthetic procedure: 

 

4(4-Bromobutyl)-4‘-methyl-2,2’-bipyridine (1) was prepared by following a reported 

procedure.10 LDA (3.5 g, 0.033 mol) was placed in a 1000 mL round-bottom flask equipped with 

a dropping funnel in a drybox. The flask was cooled in an ice bath; then 50 mL of THF were 

added dropwise with stirring to afford an orange-brown solution. 4,4’-dimethyl-2,2’-bypyridine 

(5.0 g, 0.027 mol) was then added dropwise in 150 mL of THF resulting in a dark brown 

solution, which was stirred for 20 min.  

1,3-Dibromopropane (5 mL, 0.049 mol) was dissolved in 50 mL of THF and added in 

one time to the dark brown solution, which became dark blue. The solution was stirred in an ice 

bath for one hour. During this time, its colour became pale yellow. 

The reaction was quenched by slowly adding 10 mL of water. The dropping funnel was 

removed, the flask was removed from the ice bath, and the reaction mixture was allowed to 

warm to room temperature. 100 mL of a concentrated phosphate buffer (pH = 7) were then added 

and the reaction mixture was extracted with Et2O. The organic layer was dried over MgSO4 and 

the solvent removed under reduced pressure. 

The resulting yellow-brown oil was re-dissolved in CHCl3, placed on a short silica 

column and eluted with Et2O. The product elutes as a yellow band while the brown impurity 

remains on the column. Finally, the solvent was removed under reduced pressure affording 1 as a 

yellow oil, which upon standing becomes a waxy solid (yield=87%). 

 

The NMR spectrum recorded agrees to that already reported in literature: 
IH NMR (300 MHz, CDCl3); δ (ppm): 8.59-8.51 (m, 2H), 8.25-8.23 (m, 2H), 7.14-7.07 (m, 2H), 

3.40 (t, J = 6.5 Hz, 2H), 2.70 (t, J = 7.5 Hz, 2H), 2.41 (s, 3H), 1.83-1.79 (m, 4H). 

 

 

4-(4-Phthalimidobutyl)-4’-methyl-2,2’-bipyridine (2) was prepared by following a reported 

procedure.11 Compound 1 (10.0 g, 32.8 mmol) was dissolved in 50 mL of DMF and added to a 

suspension of potassium phthalimide (6.07 g, 32.8 mmol) in 100 mL of DMF. The resulting 

mixture was stirred at 50-60°C for 2 h and then allowed to cool to room temperature. 300 mL of 

water were then added and the mixture was extracted with CHCl3 (3 x 200 mL). The organic 

layers were combined, washed first with 150 mL of 0.2 M NaOH solution and then with 100 mL 

of water and finally dried over Na2SO4. 

The solvent was removed under reduced pressure to provide a yellow oil, which was 

purified by chromatography using Toluene/EtOAc (1:1; v/v). The product was finally 

recrystallized from acetone containing a small amount of ethanol to afford 2 as a white 

crystalline solid (yield=92%). 

 

The NMR spectrum recorded agrees to that already reported in literature: 
1H NMR (300 MHz, CDC13); δ (ppm): 8.58-8.53 (m, 2H), 8.24-8.22 (m, 2H), 7.16-7.10 (m, 2H), 

3.76 (t, J = 6.6 Hz, 2H), 2.76 (t, J =7.3 Hz, 2H), 2.44 (s, 3H), 1.90-1.71 (m, 4H). 
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4-(4-Aminobuty1)-4’-methyl-2,2’-bipyridine (3) was prepared by following a reported 

procedure.11 Compound 2 (1.00 g, 2.69 mmol) was suspended in 30 mL of EtOH and treated 

with 200 mL of hydrazine hydrate (206 mg, 4.12 mmol). The resulting mixture was refluxed for 

6 h, allowed to cool to room temperature, poured into 100 mL of brine and treated with a 

solution of NaOH (50%; w/w) to pH=12. The organic phase was then extracted with CH2Cl2 (3 x 

25 mL); then the extracts were combined, dried over Na2SO4 and evaporated under reduced 

pressure to afford 3 as yellow oil (yield=98%). 

 

The NMR spectrum recorded agrees to that already reported in literature: 
1H NMR (300 MHz, CDCl3); δ (ppm): 8.58-8.53 (m, 2H), 8.22-8.20 (m, 2H), 7.16-7.09 (m, 2H), 

2.78-2.63 (m, 4H), 2.43 (s, 3H), 2.01 (s, NH2), 1.87-52 (m, 4H). 

 

 

Bis(2,2'-bipyridine) [4-(4'-methyl-2,2'-bipyridine) butylamine] ruthenium(II) tris-

perchlorate (4) was prepared by following a reported procedure.12 Compound 3 (583 mg, 2.42 

mmol) and Ru(bpy)2Cl2 dihydrate (1.05 g, 2.01 mmol) were suspended in 100 mL of 

ethanol/water solution (1:1, v/v). The resulting dark brown mixture was refluxed for 8 h under 

argon flow. During this time, the mixture became dark orange; then the solvent was removed 

under reduced pressure to about 15 mL of volume. The product was purified on a Sephadex SP 

C-25 column (2.5 x 20 cm). The non-ionic impurities were removed by eluting with water, while 

the desired product was eluted as a dark orange-red band by adding a solution of NaCl, whose 

concentration was gradually increased from 0.25 to 0.4 M. The fractions containing the product 

were combined and evaporated up to obtaining 100 mL of volume. Finally, 1 mL of HCl 37% 

and 7 mL of NaClO4 5 M solution were added and the resulting solution turned cloudy and was 

kept at 4 °C overnight. 

The precipitate was scratched and sonicated at 60°C to afford compound 4 as a fine 

powder. The product was finally collected on a sintered glass filter (porosity 4), washed with a 

few drops of ice water and dried under vacuum over P2O5 (yield=49%). 

 

The NMR spectrum recorded agrees to that already reported in literature: 
1H NMR (300 MHz, CD3CN); δ (ppm): 8.51-8.48 (m, 6H), 8.06-8.02 (m, 4H), 7.75-7.70 (m, 

4H), 7.56 (d, J= 5.9 Hz, 1H), 7.52 (d, J= 5.9 Hz, 1H), 7.45-7.36 (m, 4H), 7.25-7.22 (m, 2H), 6.64 

(b s, 3H, NH3
+), 3.01 (t, J= 7.0 Hz, 2H), 2.82 (t, J=7.0 Hz, 2H), 2.54 (s, 3H), 1.81-1.72 (m, 4H). 
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Bis(2,2'-bipyridine) [4-(4'-methyl-2,2'-bipyridine) butylamido lipoic acid] ruthenium(II) bis 

hexafluorophosphate (5) was prepared by following a reported procedure.12 LA-NHS (500 mg, 

1.6 mmol) and compound 4 (3 g, 3.2 mmol) were dissolved in 20 mL of CH3CN and stirred at 

room temperature for 5 hours. The crude product was purified by chromatography using a 

mixture of CH3CN/toluene (3:1, v/v) to afford compound 5 as a dark red powder (yield=30 %). 
 

1H NMR (300 MHz, CD3CN): δ (ppm) 8.51-8.48 (m, 6H), 8.06-8.02 (m, 4H), 7.75-7.70 (m, 4H), 

7.56 (d, J= 5.9 Hz, 1H), 7.52 (d, J= 5.9 Hz, 1H), 7.45-7.36 (m, 4H), 7.25-7.22 (m, 2H), 6.64 (b s, 

1H), 3.2 (m, 3H), 3.01 (t, J= 7.0 Hz, 2H), 2.82 (t, J=7.0 Hz, 2H), 2.75 (m, 6H), 2.54 (s, 3H), 

1.81-1.72 (m, 4H). 

 

 

2.3.5 Synthesis of pegylated conjugate of lipoic acid 

 

 
 

Scheme 2.5 Synthetic route for preparing PEG400-tagged lipoic acid. 

 

 

Synthetic procedure: 

 

LA-PEG400 was prepared by following the procedure developed by Mattoussi and co-workers.13  

Briefly, LA (6.19 g, 30 mmol), PEG400 (120 g, 300 mmol), DMAP (1.1 g, 9 mmol) were 

dissolved in 300 mL of CH2Cl2, previously degassed with a stream of nitrogen for 20 min. This 

mixture was cooled to 0°C in an ice bath, then a solution of DCC (6.8 g, 33 mmol) in 20 mL of 

CH2Cl2 was added dropwise and the resulting solution was stirred at 0°C for 1 h, then warmed to 

room temperature and stirred for 20 h. The precipitate formed was filtered over a plug of celite 

and the yellow filtrate washed with brine (3 X 75 mL). The organic layer was dried over MgSO4 

and the solvent removed under reduced pressure to afford a yellow oil. The crude product was 

finally purified by chromatography using a mixture of CHCl3/MeOH/Acetone (90:5:5, v/v) as 

eluent to provide LA-PEG400 as a yellow oil (yield=75%). 

 

The NMR spectrum recorded agrees to that already reported in literature: 
1H-NMR (300 MHz, CDCl3); δ(ppm): 4.09 (t, J = 4.8 Hz, 2H), 3.52 (m, ≈ 36H), 3.02 (m,2H), 

2.52 (s, 1H), 2.33 (m, 1H), 2.22 (t, J = 7.4 Hz, 2H), 1.79 (m, 1H), 1.54 (m, 4H), 1.34 (m, 2H). 
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2.4 Electronic Absorption Spectra  

 

The experiments described in this manuscript have been carried out at room temperature in air-

equilibrated or deaerated conditions in quartz cuvettes whose optical path length is 1cm. 

Absorption spectra in the 210-800 nm range have been recorded with a Varian Cary 300 

spectrophotometer. The precision on the wavelength values was ± 1nm. Molar absorption 

coefficient values were determined using the Lambert-Beer law; the experimental error is 

estimated to be ±5%. 

 

 

 

2.5 Circular Dichroism Spectra  

 

The CD spectra shown in Chapter 4 have been recorded at room temperature in air equilibrated 

conditions in quartz cuvette whose optical path length is 10 cm. Circular Dichroism spectra in 

the 280-600 nm range have been recorded with a Jasco-810 spectropolarimeter. 

The instrumental conditions adopted were: high sensitivity 5 mdeg; scan mode 

continuous; speed 100 nm/min; band width 4 nm; data pitch 0.5 nm; response 1 second. The 

number of accumulation has been set to 10 to record as well as possible CD signals. 

 

 

 

2.6 Luminescence Spectra 

 

Luminescence emission, both in fluorescence and phosphorescence mode, and excitation spectra 

in the 250-800 nm range have been recorded with a Perkin Elmer LS-55 spectrofluorometer. The 

precision on the wavelength values was ± 2nm.  

All the spectra have been recorded at room temperature in quartz cuvettes whose optical 

path length is 1 cm and corrected from the response of the detector, inner filter and geometrical 

effects.14 

 

 

2.6.1 Luminescence Quantum Yield measurements 

 

Emission quantum yields have been determined at room temperature by comparing samples with 

a standard compound whose emission quantum yield is known, following the protocol for 

optically-matched dilute samples described by Demas and Crosby15 which is resumed by 

Equation 2.1: 

X = S     (Eq. 2.1) 

where , A and n are referred as to the luminescence quantum yield, the area subtended by the 

emission spectrum and the refractive index of the solvent in which samples are dispersed, 

respectively. Subscripts X and S correspond to the sample and standard, respectively. 
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The emission spectra must be recorded at the same experimental conditions such as the 

excitation wavelength and the length of the slits, to follow such a method. Moreover, the sample 

and the standard must have the same absorbance value at the excitation wavelength, which 

should be less than 0.1 in order to minimize the inner filter effect. Different standards have been 

managed depending on the spectral region of interest.16 

 

 

2.6.2 Luminescence Lifetime measurements 

 

Lifetime measurements in the 500 ns range have been performed at room temperature with an 

Edinburgh Analytical Instruments time-correlated single photon counting (TCSPC) equipment. 

Figure 2.1 shows a schematic representation of such an instrument. A pulsed diode laser 

provided by Picoquant was used as the light source, while the detector was a photomultiplier 

tube (Hamamatsu R928P) cooled to -20°C and suitably amplified. 

 
Figure 2.1 Schematization of TCSPC instrumentation. 

 

This technique is based on the probability that a single photon emitted by a luminescent 

sample is detected by an appropriate detector. Such a probability is then statistically correlated to 

the variation of the excited state concentration during the time. Briefly, when the light source 

emits an excitation pulse the photomultiplier of start (PMT start) sends a signal to the time-to-

amplitude converter component (TAC), which will generate a voltage varying linearly with time 

period established by the operator. Such a voltage is stopped when the photomultiplier of stop 

(PMT stop) will detects a single photon emitted by the sample. Finally, the multichannel 

analyser will receive a signal which is numerically accumulated in a channel temporally defined 

by the voltage value corresponding the stop moment. Successive excitation-emission cycles will 

be iteratively accumulated to collect a well-defined number of signals (i.e., counts) to correlate 

the emission intensity decrease with time.  
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This curve coincides with the decay curve of the excited state only if the ratio of the stop 

signal over the start one is less than 0.02, thus allowing each photon to have a finite probability 

to be detected.17 Data elaboration have been performed with EAI F900 software version 6.35. 

 

 

 

2.7 Transmission Electron Microscopy 
 

A Philips CM 100 transmission electron microscope operating at 80 kV have been used for 

characterizing the morphology of quantum dots. Each image reported in this thesis have been 

obtained by using a Formvar® resin film supported on conventional copper microgrids, which 

was dried overnight under vacuum after deposition of a drop of quantum dots dissolved in a 

suitable solvent such as hexane. 

 

 

 

2.8 Confocal Fluorescence Microscopy 

 
The experiments described in Chapter 6 have been performed with the patterned surface facing 

the objective lens of a PicoQuant Microtime 200 time-resolved confocal fluorescence 

microscope, based on an Olympus IX71 inverted microscope, using two Single Photon 

Avalanche Diodes (SPADs) as detectors. The SymPhoTime software (Version 5.2.3.2, 

PicoQuant) controls the piezo scanner and the detecting units. Monochromatic excitation was 

provided by a PicoQuant LDH-D-C-375 laser diode providing either continuous or 40-300 ps 

(power dependent) pulses with a frequency of 5 MHz. The excitation light was reflected to the 

objective by a spectrally flat 80 R/20 T beam splitter and focused in a ~200nm spot at the sample 

plane.  

Fluorescence emission was collected through the same objective and transmitted by the 

same beam splitter to the confocal unit (i.e., Tube-Lens, pinhole, and SPADs) after a 405 nm 

long-pass filter rejecting the backscattered excitation light. The laser scanning was made by 

physically scanning the objective in the 3 dimensions by means of piezo stages. 

The excitation source for wide field epifluorescence was a Thorlabs M365LP1 LED, 

which has a spectrum centered at 365 nm and has a FWHM of ~20 nm. As these sources often 

have a spectrally large continuum that can mask weak fluorescence signals, a clean-up band pass 

filter, centered at 365nm and with a 25nm bandwidth, have been used. A lens-based epi-

illumination setup provided even illumination of the sample via the objective itself. The exciting 

light was reflected by a 376 nm dichroic mirror towards the objective.  

Fluorescence emission was transmitted by the dichroic mirror, and the backscattered 

excitation light was rejected by a long-pass filter cutting at 390 nm placed before the tube lens of  

the microscope. Images were recorded by a sCMOS camera (i.e., ORCA-Flash4.0 V3 Digital 

sCMOS camera C13440-20CU) from Hamamatsu. 



40 

 

 

For confocal hyperspectral imaging, the fluorescence was diverted after the pinhole into 

an Andor Shamrock spectrophotometer equipped by a Newton EMCCD camera able to record a 

spectrum within 6 ms, the integration time of each pixel. The objective used for hyperspectral 

images was a 100x oil immersion objective from Olympus (UPLSAPO) with a numerical 

aperture (N.A.) of 1.4, while the wide field images were obtained with a 20x air objective whose 

N.A.=0.40. 

 

 

 

2.9 Nuclear Magnetic Resonance Spectroscopy 
 

The 1H and 13C NMR spectra were recorded by using a 300 MHz Bruker-SpectroSpin 

spectrometer. 
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Chapter 3:  

A novel method for modulating the solubility of 

Quantum Dots 
 

 

3.1 Introduction 
 

As discussed in Chapter 1; QDs, due to their unique size-dependent electronic and optical 

properties, are emerging nanomaterials for potential applications in several fields from sensing1-5 

to medical diagnostics and therapy6,7,8 as well as components of photodetectors,9 light-emitting 

devices10,11 and solar cells.12,13  

However; several applications, especially those in nanomedicine, require nanocrystals 

compatible with and soluble in aqueous media or, at least, in polar solvents. Then, it is an 

attracting challenge to develop suitable strategies to make high quality hydrophilic quantum dots, 

able to be dissolved in water as well as involved in bioconjugate reactions or processes. 

Despite several protocols reported for synthesizing QDs in aqueous media, for example 

by using phosphates14 or thiols 15-18 as stabilizing ligands, the most adopted synthetic approaches 

are still based on reactions in organic solvents.19 Such methods, as discussed in Chapter 1, allow 

the fabrication of QDs with accurate control of size, shape and properties but, on the other hand, 

with a surface coated by a layer of hydrophobic ligands.20-25 These QDs are, therefore, only 

soluble in apolar organic solvents (e.g., toluene, hexane or chloroform) so that an extra post-

synthetic step is required to achieve biocompatibility or, more generally, solubility in polar 

media. 

One possibility in this sense is the encapsulation of the QDs with extra amphiphilic 

ligands by taking advantage of both hydrophobic intercalation between the alkyl chains and the 

free hydrophilic head providing aqueous solubility. Surfactants such as phospholipids,26,27,28 α-

cyclodextrin,29,30 n-alcanoic acids31 and cetyl-trimethylammonium bromide32 have all been 

exploited for transferring nanocrystals into water. However, such encapsulated QDs are normally 

not stable enough if subjected to biological conditions.33 

This limit can be pushed further by enhancing the entity of the intercalation between the 

hydrophobic moieties at the QD surface with amphiphilic polymers. Yu and co-workers33 

prepared QDs coated with a block copolymer such as PMAO-PEG (i.e., PMAO is poly-(maleic 

anhydride-alt-1-octadecene and PEG is polyethylene glycol) exhibiting the same photophysical 

properties of the starting hydrophobic nanocrystals and, moreover, successfully recognizing the 

cancer cells with the Her2 receptor. The stability of amphiphilic polymer-encapsulated QDs can 

be further improved by covalently crosslinking the outmost layer.34,35 The modular design of 

such coated QDs is represented in Figure 3.1: 
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Figure 3.1. Schematic representation of an amphiphilic polymer-coated QD. Adapted from 

reference [33]. Copyright American Chemical Society 2007. 

 

Overcoating QDs with an extra silica shell is a possible alternative method for producing 

biocompatible nanocrystals by taking advantage of the formation of a huge protective surface 

layer. QDs may be coated through direct ligand exchange36,37,38 as in the case of surface 

silanization, or indirect encapsulation39-44 as in the case of sol-gel process, microemulsion and 

micellization of siloxane surfactants. In both cases the extra silica shell can be decorated with 

biomolecules.  

Moreover, Gao and co-workers45 observed that capping with both silica and amphiphilic 

polymers gives rise to a better passivation than that with either one alone.  

In this work, hydrophobic CdSe-ZnS Core-Shell QDs were incorporated into silica spheres via a 

reverse microemulsion process, functionalized with hydrophobic trimethoxy(octadecyl)silane 

(OTMS) and finally conjugated with amphiphilic polymer (1,2-distearoyl-snglycero-3-

phosphoethanolamine-N-[carboxy(polyethylene glycol)-2000] (PE-PEG) as schematized in 

Figure 3.2: 

 
 

Figure 3.2 Scheme of the incorporation of a QD into SiO2-PE-PEG sphere. Adapted from 

reference [45]. Copyright American Chemical Society 2010. 
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Despite the protocols described above, the most commonly performed strategy to make 

QDs soluble in polar media is the direct replacement of the native hydrophobic ligands with new 

hydrophilic ones, able to attach to the surface of nanocrystals and, at the same time, to provide a 

different solubility. In this sense, the most popular anchoring molecules bear thiol groups, but 

there also several alternatives such as amines, phosphonic acids and carboxylic acids.46-49 

Nie and Chan50 developed in 1998 one of the first protocols for preparing hydrophilic 

nanocrystals by coating CdSe-ZnS Core-Shell QDs with mercaptoacetic acid (MAA), by 

exploiting the affinity of thiol moieties for the ZnS shell. After this pioneering work, many other 

monothiol ligands such as mercaptopropionic acid (MPA),51,52,53 mercaptoundecanoic (MUA),54 

4-mercaptobenzoic acid,55 thiol-derivatized sugar,56 thiolate derivative of diethyleneglycol,57 

dendrons,58,59 cystamine,60 cysteine61 and related residues62 have been exploited to provide 

water-soluble QDs.  

Such an approach is still a popular method, owing to the ease of processing and the 

commercial availability of such ligands, but it is not free of disadvantages/limitations. 

Firstly, QDs exhibit short shelf lives.63 This is due to the dynamic binding interaction 

involving thiol moieties and ZnS shell; moreover, it is important to note that also the pH affects 

the thiolate ligand stability. The Peng group64 found that if pH ranges between 2 and 7 then the 

thiol moiety becomes protonated and easily dissociates from the nanocrystal surface, which then 

precipitates. Another limitation is that thiols can quench QDs, since they can act as hole 

acceptors.65 

Wang and co-workers66 developed a new strategy giving rise to in situ shell formation 

and ligand capping in a single step, thus providing CdSe-ZnS Core-Shell QDs functionalized 

with MPA ligands. They have also observed that the as synthesized QDs exhibited an emission 

quantum yield comparable to that of starting hydrophobic QDs, while the direct ligand exchange 

resulted in significantly less luminescent QDs. 

 

Bidentate ligands such as lipoic acid (LA) are very useful to make stronger interactions at 

the surface. Mattoussi and co-workers67 decorated QDs with negatively charged dihydrolipoic 

acid (DHLA) to render them water-soluble and promote attachment of engineered recombinant 

proteins through electrostatic interactions.  

However, DHLA negatively affects the luminescence of native QDs probably because of 

its lower coverage density, in addition to what has just said above for mono-dentate thiols. 

Moreover, this negatively charged capping ligand is only stable in basic conditions (i.e., pH ≥ 7) 

and may induce non-specific binding to positively charged proteins in cellular applications. 

DHLA-coated QDs can be further modified by taking advantage of its carboxylic moiety 

which can be easily activated by an esterification reaction with N-hydroxysuccinimide,68 thus 

introducing a new better leaving group to allow successive conjugation with new functional 

groups.  

Mattoussi and co-workers69 developed a new ensemble of water-soluble ligands 

consisting of DHLA, as surfactant; PEG, as hydrophilic bridge and terminal functional groups 

such as hydroxyl, carboxylic, amino and biotin ready to be conjugated with biomolecules, as 

shown in Figure 3.3: 
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Figure 3.3. Modular design of a QD coated with hydrophilic ligands based on DHLA-PEG and 

bearing different terminal functional groups. Adapted from reference [69]. Copyright American 

Chemical Society 2007. 

 

LA is commonly reduced to DHLA by a direct reaction in solution with sodium 

borohydride (NaBH4).
70-76 However, this protocol requires careful preparation, handling and 

storage of the DHLA-based ligands under inert atmosphere to prevent re-oxidation of the thiols 

to disulfide.70-75 Moreover, ligands bearing moieties sensitive to Na+ ions (e.g., receptors for 

metal ions) cannot be treated with NaBH4. Mattoussi and co-workers77 have recently published a 

method based on UV irradiation for breaking the disulfide S–S bond of LA-type ligands. 

Although this strategy avoids the use of chemical reductants and enables ligand activation as 

well as QDs functionalization to be performed in a single step, it requires a UV reactor and, more 

importantly, cannot be employed for reducing ligands bearing photosensitive units (e.g., 

anthracenyl moieties). 

 

However, in our laboratories we have developed a new and advantageous methodology 

for efficiently activating and subsequently using LA to replace the native surfactants of QDs. 

The procedure enables the phase transfer of the nanocrystals in polar and aqueous media but also 

a simple modulation of their solubility in a wide range of different polarity solvents (e.g., hexane 

and water). This protocol can be used with different types both of nanocrystals and of dithiolane-

based ligands, and the resulting QDs maintain their optical properties as well as their colloidal 

stability. 
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3.2 Results and discussion 
 

 

3.2.1 Activation of lipoic acid 

 

Our method is based on the use of a borohydride-loaded ion-exchange resin (BER) for the 

reduction of the 1,2-dithiolane moiety, as shown in Scheme 3.1: 

 

 
 

Scheme 3.1 Preparation of resin (a). Reduction of lipoic acid with a borohydride exchange resin 

(b). Extraction of dihydrolipoic acid from the resin beads (c). 
†1 

 

The preparation of the BH4 ion-loaded resin (Scheme 3.1 a) was carried out following the 

procedure developed by Yoon and coworkers.78 Briefly, 4 g of commercially available 

Amberlite® IRA-400 (chloride form) resin were placed in a 100 mL one-neck round-bottom 

flask and mixed with a water solution of NaBH4 (920 mg in 40 mL); the resulting suspension 

was stirred for at least 3 hours in order to allow the complete exchange of the chloride anions 

with borohydride ones. 

The resin was filtered and washed with water up to reach a neutral pH, thus removing the 

excess of sodium borohydride and sodium chloride released during the exchange reaction. The 

resin beads were then dried under reduced pressure. 

                                                 
†1

Credi, A.; Silvi, S.; Avellini, T.; Lincheneau, C. Italian patent RM2013A000269; PCT/IB2014/0612301  
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The amount of BH4
– ions per gram of resin was estimated via acid titration; in our case this 

amount was generally 2.5 mmol of anions per gram of resin. The resin could be successfully re-

used for at least three new cap exchange reactions. Nevertheless, the resin beads can be re-loaded 

with borohydride anions after washing with a HCl solution to restore the original form. 

The addition of the BER beads to a methanolic solution of lipoic acid (BH4
–/LA ≈ 2:1 in 

terms of equivalents) provides, after half an hour of stirring, to the conversion of LA to the 

DHLA– anion, which remains bound to the cationic resin (see Scheme 3.1 b). The longer the 

time of stirring the higher the yield of such a conversion. 

The process can be followed by electronic absorption spectroscopy simply monitoring the 

decrease of the disulfide absorption band of lipoic acid at 330 nm as well as of that in the 220-

260 nm region, which is initially off-scale (see Figure 3.4). Such a decrease suggests that DHLA 

is physically adsorbed on the resin, owing to the electrostatic interaction between the carboxylate 

and the ammonium moieties of the resin (Scheme 3.1 b). 

 

 
 

Figure 3.4. Absorption spectrum of 1.6 x 10–2 M solution of LA in MeOH before (a) and after 

(b) treatment with BER. (c) Absorption spectrum recorded after treating the mixture in (b) with 

NaOH (2 equivalents with respect to LA) and 30 minutes of stirring. 

 

After removing the solvent layer, the beads were washed with fresh methanol to remove 

unreacted LA and borohydride products and treated with a methanolic solution of an excess of a 

salt M+X– (from 1.2 to 4 equivalents with respect to the BH4
– content) in order to extract the 

activated ligands from the resin (see Scheme 3.1 c), by taking advantage of the anion exchange 

between X- and DHLA- species. Finally, a methanolic solution of the activated ligand as its M+ 

salt is obtained.  

We have found that sodium hydroxide (NaOH) is very suitable for extracting DHLA 

from the resin. More in detail, the addition of NaOH to the resin suspension gave rise to a 

substantial absorption enhancement between 220 and 250 nm (i.e., the DHLA band), while the 

signal at 330 nm (i.e., the LA band) was only slightly recovered (see Figure 3.4 c). 
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These observations are consistent with the release of DHLA– from the resin, together 

with a minor amount of unreacted lipoic acid. 

The increase of the absorption intensity at 330 nm was used to estimate the amount of 

unreacted lipoic acid, whereas the amount of DHLA– released in the solution was determined 

with Ellman’s reagent. The yield of LA reduction is 29%, while the amount of unreacted LA is 

7%, under the experimental conditions described in this paragraph. 

It is important to point out that the purification procedures usually performed after the 

chemical reduction of lipoic acid are not required,76 since the excess of reactant can be removed 

by decantation of the resin. The procedure is handy and only the amount of DHLA required for 

the ligand exchange needs to be prepared, thus avoiding the storage of a huge amount of reduced 

ligand under inert atmosphere at low temperature. 

 

 

3.2.2 Ligand exchange and phase transfer of Quantum Dots 

 

The cap exchange was performed by mixing a hexane solution of hydrophobic TOPO capped 

QDs with methanolic solution of activated ligands (from 1/20000 to 1/30000 QD/lipoic ligand 

equivalents ratio, depending on QDs size). A fast and efficient ligand exchange occurred, upon 

stirring this biphasic mixture, and a chromatic variation indicating the phase transfer70-77 of the 

QDs from hexane to methanol was observed (see Figure 3.5). The biphasic system was then 

stirred for 2-3 hours or, in the case of larger QDs, overnight to allow a complete cap exchange to 

take place. Alternatively, hydrophobic QDs were added as a powder to the DHLA solution. In 

this case the cap exchange caused the rapid dissolution of the nanocrystals in the MeOH. 

 
 

Figure 3.5. Phase transfer of hydrophobic QDs driven by ligand exchange with DHLA– ligands. 
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Then the starting hexane layer was removed and the MeOH suspension washed with fresh 

hexane to remove any trace of hydrophobic ligands and unreacted nanocrystals. The methanol 

was then evaporated under vacuum and the dried DHLA–Na+ capped QDs were dissolved in 

water. Large aggregates were separated by using a syringe filter of 0.45 μm, and unreacted 

DHLA was removed through at least 3 cycles of dilution/concentration with centrifugal filters 

(Amicon Ultra-0.5 mL; 30 KD) at 7.000 rpm for 12 minutes at room temperature. Typically, a 

relatively concentrated (5-10 μM) solution of QDs in water is obtained. 

 

This method has also been tested with nanocrystals of different structure and size (see 

Table 3.1). In all cases a complete phase transfer occurred. In particular, water solution of CdSe-

ZnS core-shell QDs were stable for at least 3 months.  

 

Table 3.1 Spectroscopic properties of different water solutions of DHLA–Na+ capped QDs. 

 QD D (nm)a S (nm)b abs [abs] 

(nm)c
 

em [em] 

(nm)d
 

 f  g 

1 CdSe 2.6 –– 528 [0] e   

2 CdSe 3.8 –– 583 [0] e   

3 CdSe-5ZnS 2.7 1.6 545 [+3] 562 [+2] 0.14 0.04 

4 CdSe-3ZnS 3.4 0.9 562 [0] 586 [–1] 0.34 0.18 

5 CdSe-5ZnS 3.6 1.6 572 [0] 597 [0] 0.23 0.08 

6 CdSe-4ZnS 3.7 1.2 576 [–2] 606 [–1] 0.18 0.06 

7 CdSe-3ZnS 4.1 0.9 587 [–1] 605 [0] 0.06 0.03 
a Core diameter. b Shell thickness. c abs = Wavelength of the lowest exciton absorption peak in H2O; 

abs = abs (H2O) – abs (CHCl3). 
d em = Wavelength of the luminescence band maximum in H2O; em = 

em (H2O) – em (CHCl3). 
e Non luminescent. f Emission quantum yield of hydrophobic QDs with native 

ligands in CHCl3 or hexane. g Luminescence quantum yield of QDs capped with DHLA–Na+ in water. 

 

Only a slight shift both in the absorption and emission spectra was observed with respect 

to the starting QDs, indicating that no aggregation takes place and the spectroscopic properties of 

the final products are preserved (see Figure 3.6). However, the luminescence quantum yield of 

the final QDs in aqueous solution was 30-50% less with respect to that of the starting 

hydrophobic QDs, in agreement with data already reported in literature.79,80 As observed in 

previous works79,81,82,83 CdSe cores were not emissive after phase transfer. 
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Figure 3.6. (a) Absorption (full line) and emission (λexc = 485 nm; dashed line) spectra of 

TOP/TOPO CdSe-3ZnS QDs (sample 4 in Table 1) in CHCl3 (black) and DHLA–Na+ capped in 

H2O (blue). (b) Absorption (full line) and emission (λexc = 480 nm; dashed line) spectra of 

TOP/TOPO CdSe-5ZnS QDs (sample 5 in Table 1) in CHCl3 (black) and DHLA–Na+ capped in 

H2O (red). (c) Absorption (full line) and emission (λexc = 450 nm; dashed line) spectra of 

TOP/TOPO CdSe-3ZnS QDs (sample 7 in Table 1) in CHCl3 (black) and DHLA-PEG400 capped 

in H2O (green). 
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Moreover, TEM experiments have confirmed that the morphology (i.e., the size and 

shape) of such QDs is essentially unmodified by ligand exchange treatment (see figures 3.7 and 

3.8). 

 

 

 

Figure 3.7. TEM images of CdSe-3ZnS QDs (sample 4 in Table 1) before (on the left) and after 

(on the right) ligand exchange with DHLA– Na+.  

 

 

 

 

Figure 3.8. TEM images of CdSe-4ZnS QDs (sample 6 in Table 1) before (on the left) and after 

(on the right) ligand exchange with DHLA– Na+.  
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Activation with the BER was also exploited for a ligand comprising a 1,2-dithiolane 

moiety attached to a hydrophilic poly(ethylene glycol) domain (LA-PEG400)
71 and phase transfer 

of QDs was successfully achieved, as shown in Figure 3.6 c. In this case the DHLA-based ligand 

cannot bind to the resin since they have no ionizable moieties; then, the extraction step described 

in Scheme 3.1 b is not required. 

 

The stability of as prepared DHLA–Na+ capped QDs was also investigated. For example, 

a water solution of sample 5 (130 nM) in Table 1 (or Figure 3.6 b) was stored at 5°C and the 

absorption and luminescence spectra were monitored over 3 weeks (see Figure 3.9). The 

emission quantum yield decreased from 0.081 to 0.05 during the first two weeks, as already 

observed for other DHLA-capped QDs84 but no precipitation was observed. 

 

 
 

Figure 3.9. Absorption (full lines) and emission (exc = 480 nm; dashed lines) spectra of CdSe-

5ZnS QDs (sample 5 in Table 1, 130 nM) capped with DHLA–Na+ in water, freshly prepared 

(black) and after 21 days of storage at 5°C (red). The inset shows the evolution of the 

luminescence quantum yield over time. 
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3.2.3 Modulation of the solubility of the Quantum Dots 

 

Interestingly we have also found that the MX species not only plays an important role for the 

extraction of reduced LA from the resin but also affects the solubility of final QDs. Many ligand 

exchange reactions have been performed with different salts, by following the aforementioned 

route, whose results are summarized in Table 3.2. The solubility of QDs can be essentially 

modulated by changing the counter ion (M+) of the activated lipoic acid and/or the solvent 

chosen for the phase transfer. Although studies on counterion effects in nanocrystals capped with 

ionic ligands have been reported,85,86,87 to our knowledge this is the first investigation 

highlighting the role of counterions for affecting the QD solubility in polar solvents. 

 

Table 3.2 Solubility of CdSe-3ZnS QDs capped with DHLA– and different M+ countercations in 

various solvents at room temperature.a 

a Green circles indicate that the QDs form homogeneous solutions at 0.5-1.0 M concentrations; red 

crosses denote insoluble samples. TMA+, tetramethylammonium; TEA+, tetraethylammonium; TBA+, 

tetra(n-butyl)ammonium; TOA+, tetra(n-octyl)ammonium; CTA+, cetyltrimethylammonium. b Relative 

dielectric constant. c X– = OH–. d X– = ClO4
–. e X– = NO3

–. f X– = Br–. g Native QDs TOP/TOPO capped. 

 

The spectroscopic properties of the nanocrystals are maintained in all the dispersions 

listed in Table 2, with both the absorption and emission peaks shifting within 5 nm with respect 

to the native QDs. As an example, Figure 3.10 shows photographs of QDs capped with DHLA–

TBA+ in different solvents. 

 

 
 

Figure 3.10. Photographs of 0.5 M CdSe-5ZnS QDs solution (sample 5 in Table 1) capped 

with DHLA–TBA+ in different solvents under ambient light (top) and UV light (λexc = 365 nm, 

bottom). 
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It is not clear how to interpret the results shown in Table 3.2. It is known that the 

dissolution thermodynamics is a combination of endothermic (i.e., breaking of the interactions 

between QDs in the solid lattice and between solvent molecules) and exothermic (i.e., solvation 

of the anionic QDs and their counter cations) processes.  

The solubility of the DHLA–M+ QDs in which M+ is an alkali cation or a quaternary 

ammonium ion with short alkyl substituents (e.g., TMA+) in methanol and/or water can be 

rationalized by considering the large solvation enthalpies of these cations in these solvents. 

Tetraalkylammonium ions with longer chains render the QDs more compatible with less polar 

organic solvents, probably due to Van der Waals forces involving the solvent molecules and the 

alkyl chains. Other interactions can be important in specific cases: for example, the solubility of 

DHLA–Li+ QDs in toluene could arise from favourable cation- interactions of Li+ with the 

aromatic solvent molecules. It is noteworthy that TBA+ ions provide solubility of the anionic 

nanocrystals in a large variety of solvents (see Table 3.2 or Figure 3.10), suggesting that such 

cation can provide a good compromise in terms of lattice and solvation energies in media as 

different as chloroform and water. 

 

 

 

3.3 Conclusions 
 

A new and general methodology for the chemical activation of lipoic acid and its successive 

utilization for phase transfer of colloidal semiconductor quantum dots in polar and aqueous 

solvents has been developed.  

This procedure has several practical advantages with respect to those already published: 

the resin can be separated from the reaction product simply by decantation or filtration; the 

reduction can be performed at room temperature and in aerated conditions; moreover, the time 

required is much shorter (ca. 1 h) than that required in the case of the direct reduction with 

NaBH4 (ca. 5 h); the ligand can be quickly reduced, just in the amount necessary for the 

successive ligand exchange, thus avoiding the preparation of DHLA stock solutions and their 

storage at low temperature under inert atmosphere. Finally, our method enables the precise 

solubility modulation of the QDs in a wide range of different polarity solvents by changing the 

countercation associated with the carboxylate moiety of DHLA-based surface ligands. 
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Chapter 4 

Implementation of chiroptical properties of 

Quantum Dots 
 

 

4.1 Introduction 
 

In 1980 James Clerck Maxwell1 postulated that light can be referred to as a pair of oscillating 

electric and magnetic fields orthogonal each to one another and to the propagation direction of 

light. The term oscillating means that the intensity of these two vectors changes with the time by 

following a sinusoidal function, as represented in Figure 4.1: 

 
 

Figure 4.1 Representation of light as an electromagnetic radiation. 

 

The light, as any wave, can be described in terms of wavelength, λ (i.e., the distance 

between two consecutive maximums or minimums), and frequency, υ (i.e., the number of 

oscillations per time unit) which are correlated by Equation 4.1: 

 

λ = v/ υ      (Eq.4.1) 

 

where v is the speed of the wave in a medium.  

 

Maxwell’s theory has also established the value of light speed in the vacuum through by 

Equation 4.2: 

 ≈ 3 x 108 m/s              (Eq.4.2) 

 

Where ε0 is the permittivity of free space and is referred to the electrical interaction between two 

charged particles in a vacuum; while μ0 is the permeability of free space and it describes the 

entity of the magnetic interaction acting on an object in a magnetic field, so it is the magnetic 

analogue of ε0. 
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Such a value was extremely close to those determined by Roemer2 with astronomical 

observations and by Michelson and Morley3 with the interferometer experiment, respectively 

before and after Maxwell’s equations had been formulated. These coincidental values were 

sufficient enough to recognize that light was an electromagnetic wave and thus part of the 

electromagnetic spectrum. 

The limits of Maxwell’s model, as well as of the classical physics, became evident at the 

beginning of 20th century, since it could not provide a reasonable explanation of the black body 

radiation phenomenon. Such a problem was then resolved by Max Planck4 by introducing the 

new “revolutionary” concept of light interacting with matter only with discrete amount of energy 

which Planck called a quantum of energy. It is known that, in principle, this was just a 

mathematical assumption introduced to justify what have been experimentally-observed 

concerning the blackbody radiation, but also that a few years later Albert Einstein5 confirmed, by 

investigating the photoelectric effect, without no more doubts that light consists actually of 

energy packets, which will be finally defined photon by Lewis6 in 1926 and whose magnitude 

depends on the frequency of light by following equation 4.3: 

 

      (Eq.4.3) 

 

Where h is Planck’s constant, h= 6.626  10-34 J.s. 

 

This simple relationship is the conditio sine qua non of matter-light interaction since each 

transition between two discrete states of matter can occur only if light provides exactly the 

amount of energy ΔE corresponding to the difference between the states involved. 

In the case of UV-vis absorption spectroscopy the electronic states of matter are involved, 

as shown in Figure 4.2: 

 

 
 

Figure 4.2 Schematic representation of an electronic transition. Adapted from reference [7]. 

Copyright Royal Society of Chemistry 2012. 
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The behaviour of light in interacting with matter can be affected by its oscillation plane, 

also defined as polarization plane. In UV-vis absorption spectroscopy the light source typically 

provides an isotropic beam, which consists of waves with all possible polarization planes. 

However, if such a plane is fixed then it is possible to distinguish between linearly and 

circularly polarized light. The difference between them is due to the behaviour of the electric 

field vector. In the case of circularly polarized light there is no oscillation of the intensity with 

time but the direction of the vector rotates perpendicularly to the propagation axis. Linearly and 

circularly polarized light are represented in Figure 4.3: 

 

 
 

Figure 4.3 Schematic representation of unpolarized light (A), linearly polarized light (B) and 

circularly polarized light (C). 

 

 

4.1.1 Circular Dichroism and Optical Rotation Dispersion 

 
Linearly polarized light can be obtained by combining the vectors of two circularly polarized 

components, respectively right (R) and left (L), having the same intensity. The orientation of the 

polarization plane of the resulting linearly polarized light wave depends on the phase difference 

between the R and L circularly polarized components. 

When a linearly polarized light beam interacts with a chiral species or simply passes 

through a chiral environment, the two components will be subjected to a different refractive 

index, so their relative speed will be different. Such a difference produces a phase shift that 

ultimately results in the rotation of the polarization plane. The light is still linearly polarized but 

the polarization plane has now a different orientation that depends on the entity of the phase 

difference between R and L. The investigation of the orientation angle variation of the 

polarization plane is referred as optical rotation dispersion (ORD). 

Moreover, the two circularly polarized components can be also differently absorbed. In 

this case the difference between their relative intensities provides a new resulting vector, whose 

projection into a plane orthogonal to the direction is no longer a circle but an ellipse. The light is 

now said to be elliptically polarized (see Figure 4.4).  
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Figure 4.4 Schematic representation of the elliptical distortion of the polarization plane of the 

linearly polarized light due to the differential absorption of its component R and L. 

 

The degree of such an ellipticity (θ) corresponds to the angle whose tangent is equal to the ratio 

of the minor over the major axes as shown in the Equation 4.4: 

 

θ= arctan (m/M) [mdeg]    (Eq.4.4) 

 

where m and M are the minor and the major axes, respectively. 

 

Linearly polarized light has 0° of ellipticity, while fully left or right circularly polarized 

light has +45° or -45° respectively. The ability of the medium to exhibit different absorption for 

the two components R and L gives rise to the circular dichroism (CD). 

CD spectra are differential spectra showing A or θ values as function of the wavelength. 

A is the difference in the absorption values of the left-handed and right-handed components, 

while θ is the ellipticity as defined above. The relationship between them is provided by 

Equation 4.5: 

 

θ=32.98 x A      (Eq.4.5) 

 

θ is mostly used by biologists, while chemists prefer A which is correlated to the differential 

absorption coefficient ε simply by the Lambert-Beer’s law. 

The analogue of ε is the molar ellipticity [θ] given by Equation 4.6: 

 

[θ]=        (Eq.4.6) 

 

Then their relationship is provided by Equations 4.7: 

 

ε=     (Eq.4.7 a) 
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ε=      (Eq.4.7 b) 

 

If [θ] is provided in [deg M-1.cm-1] then ε will be calculated by Eq. 4.7 a; otherwise if [θ] is 

provided in [deg dmol-1.cm2] then Eq. 4.7 b will be used.  

 

CD is a phenomenon dependent on the presence of a chiral environment or species; 

moreover, it is important to underline that the two enantiomers of the same species show CD 

spectra which mirrors one to another, but also that a racemic mixture of the same species does 

not show any CD bands as well as any achiral species. 

An example of CD spectra of two enantiomers of the same species is represented in 

Figure 4.5: 

 
 

Figure 4.5 Absorption (top) and circular dichroism (bottom) spectra of Λ and ∆ [Cu(2-R-phen)]+ 

in CH2Cl2 solution at 298 K. Adapted from reference [8]. Copyright American Chemical Society 

1998. 

 

It is important to point out that CD is observed only at wavelengths corresponding to the 

absorption of light, as shown in Figure 4.5, while ORD is observed at any wavelength; meaning 

that if CD signals can be recorded then ORD must necessarily be detected, while the reverse is 

not a sufficient condition. Moreover, CD and ORD spectral data can be directly related to each 

other by the Kramers-Kronig9 transformations.  
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The relationship between isotropic absorption and ORD spectra, in correspondence to an 

absorption band, is essentially the same of that between the isotropic absorption and the variation 

of the refractive index with wavelength. Such a behaviour is defined as the Cotton Effect and can 

be positive or negative. Briefly, the ORD increases up to a maximum with decreasing  

wavelength; then, in correspondence of the maximum absorption the optical rotation decreases 

very fast to reach a minimum and, finally, it increases once again.  

More in detail, such a trend is defined as positive Cotton Effect, while the exact opposite 

is defined negative Cotton Effect. Moreover, positive CD bands correspond to a positive Cotton 

Effect, while negative ones correspond to a negative Cotton Effect. 

All these relationships are represented in Figure 4.6, and it is interesting to note that at the 

wavelength corresponding to the maximum value of ellipticity there is no optical rotation. 

 

 
 

Figure 4.6 Relationships between the isotropic absorption (at the top), the optical rotation 

dispersion (in the middle) and circular dichroism (at the bottom) bands. 

 

Finally, it is known that for an electronic transition to occur its transition electric dipole 

(μ) must be different from 0 (i.e., μ≠ 0); however, this condition is necessary but not sufficient in 

the case of circular dichroism, whose band intensities also depends on the rotational strength (R).  

R is the scalar product between μ and m vectors, where m is the transition magnetic 

dipole. Essentially μ describes the net displacement of charge occurring during a transition, 

while m describes the net circulation of charge during the same transition. 

In the case of isotropic absorption spectroscopy m can be neglected with respect to μ, 

while in the case of CD spectroscopy it plays a fundamental role; in fact, if m is orthogonal to μ 

then R is zero and no CD bands can be observed. 
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4.1.2 Induced Circular Dichroism 

 

While CD arises from the interaction between circularly polarized light and chiral species, 

another possibility is that an achiral species is dispersed in a chiral environment or connected to 

a chiral moiety. This case can give rise to the Induced Circular Dichroism (ICD). 

ICD has been first observed with an achiral substrate dissolved in an enantiomerically 

pure solvent,10,11,12 but it can also occur in host-guest interaction between an achiral guest 

complexed by a chiral host, such as in the case of β-cyclodextrin and 4-benzylbenzoic acids,13 or 

vice versa such as in the case of achiral pyridino- or phenazino-18-crown-6 ligands with chiral 

organic ammonium salts14. 

It is difficult to understand the origin of such an effect but the most reasonable 

explanation concerns an asymmetric perturbation of the achiral component induced by the 

conjugation with the chiral species as well as the fact that these two partners are close enough for 

an efficient coupling between the respective transition electric dipoles to occur. 

 

One of the most exciting challenge of nanotechnology is to provide nanostructured 

materials with improved chiroptical properties to be applied in a wide range of fields from 

asymmetric catalysis15 and enantioseparation16 to enantioselective sensing17,18 or in spintronic 

processes.19 

The possibility of enhancing chiroptical properties of QDs has been first shown by 

Gun’ko and Moloney.20 In such a work CdS QDs have been functionalized with L- or D-

penicillamine and CD bands corresponding to the exciton transition have been successfully 

recognized. This pioneering work has been followed by others on CdS,21,22,23 CdSe,24,25 CdTe26,27 

and ZnSe28 QDs exhibiting CD activity at wavelengths corresponding to electronic (or electron-

hole) transitions of the dots. Very recently Gun’ko and co-workers29 have developed a protocol 

to synthesize chiral CdSe, CdS and CdTe quantum dots. 

Examples of QDs with chiroptical properties are represented in Figure 4.7 and 4.8. 

 

 
 

Figure 4.7 (a) CD spectrum of CdSe coated by L-Cysteine (red line) and D-Cysteine (blue line). 

(b) Isotropic absorption of CdSe QDs coated by L-Cysteine. Adapted from reference [25]. 

Copyright American Chemical Society 2011. 
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Figure 4.8 Schematic representation of the synthesis of chiral CdS QDs. Adapted from reference 

[29]. Copyright Nature Publishing Group 2015. 

 

As discussed in the previous Chapter, lipoic acid is a very suitable surfactant for 

transferring QDs in wide range of solvents and, as shown in Figure 4.9, it is also a chiral species. 

So, a possible induced dichroism effect has been investigated for different QDs as well as its 

dependence on the size of nanocrystals. 

 

 

 

 

 

 

 

Figure 4.9 The two enantiomers of lipoic acid: the R-(+) on the left and the S-(-) on the right. 
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4.2 Results and discussion 
 

Three different batches of CdSe and CdS QDs have been synthesized by following the protocols 

reported in Chapter 3. The absorption spectra and the main properties of such batches are 

reported in Figure 4.10, Table 4.1 and in Figure 4.11, Table 4.2, respectively. 

 

 
Figure 4.10 Normalized absorption spectra of CdSe QDs samples 1 (dark blue line), 2 (dark 

cyan line) and 3 (dark yellow line) recorded in CHCl3. 

 

 

QD 



 exciton peak/M-1cm-1) 

 

 

Diameter 

CdSe-1 484 nm (47600) 2.20 nm 

CdSe-2 533 nm (84800) 2.74 nm 

CdSe-3 552 nm (115600) 3.08 nm 

 

Table 4.1 Spectroscopic and dimensional data of CdSe 1-3 QDs. 
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Figure 4.11 Normalized absorption spectra of CdS QDs samples 1 (black line), 2 (red line), 3 

(green line) recorded in CHCl3. 

 

 

 

QD 



 exciton peak/M-1cm-1) 

 

 

Diameter 

CdS-1 381 nm (233000) 2.81 nm 

CdS-2 409 nm (431660) 3.68 nm 

CdS-3 420 nm (544250) 4.07 mm 

 

Table 4.2 Spectroscopic and dimensional data of CdS 1-3 QDs. 

 

The synthesized CdS QDs are coated by oleic Acid and trioctyl phosphine ligands while 

CdSe QDs are coated by trioctyl phosphine oxide, hexadecylamine and trioctyl phosphine 

ligands.  

Each sample has been decorated with the enantiopure R-(+)-lipoic acid by following the 

protocol of the borohydride ion-loaded resin as discussed in Chapter 3. In this case the solvent 

for the phase transfer is water and the counter cation of the reduced lipoic acid is Na+. 
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4.2.1 Induced Circular Dichroism on CdS QDs 

 

 

Figure 4.12 CD (at the top) and Isotropic (at the bottom) Absorption Spectra of CdS QDs 

samples 1 (A); 2 (B) and 3 (C). 
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For each sample, the position of the first and second bands in the CD spectra correspond to those 

appearing in the absorption spectra (see Figure 4.12). In particular the position of the first CD 

band corresponds to that of the lowest exciton peak, thus suggesting that such a CD band arises 

from the electronic transitions of QDs.  

Moreover, by normalizing CD and isotropic absorption spectra it is possible to see no 

shift of CD bands with respect to those in absorption, as shown in Figure 4.13:  

 

 
 

Figure 4.13 Normalized CD (black solid line) and isotropic spectra (dashed lines) at the first 

exciton transition of CdS samples 1 (A), 2 (B) and 3 (C). 
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The CD spectra have been also converted in the corresponding differential absorption 

coefficient spectra simply by using the equations reported above and by taking account of the 

sample concentrations and the optical length of the cell used (see Figure 4.14): 

 

 

 

 

 

Figure 4.14 Differential Absorption Coefficient Spectra of CdS QDs samples 1 (black line), 2 

(red line) and 3 (green line). In the inset the dissymmetry factor is reported as function of the size 

of QDs. 

 

Figure 4.14 clearly shows that the bigger is the size of QDs the higher are the ε values. 

This is probably because by increasing the size of the nanocrystals the average amount of chiral 

ligands per QD increases, thus resulting in a higher probability for an efficient dichroism 

induction to occur.  

The dissymmetry factor (ε/ε) has also been calculated, as shown in the inset; however, 

surprisingly it does not show the same behaviour of ε. 
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4.2.2 Induced Circular Dichroism on CdSe QDs 

 

 
 

 
 

Figure 4.15 CD (at the top) and Isotropic (at the bottom) Absorption spectra of CdSe QDs 

samples 1 (A); 2 (B) and 3 (C). 
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CdSe QDs also exhibit CD bands, as well as in the case of CdS QDs. Moreover, in this case it is 

possible to distinguish CD bands which do not have corresponding ones in the absorption 

spectra. 

 

 
 

Figure 4.16 Normalized CD (black solid line) and isotropic spectra (dashed lines) at the first 

exciton transition of CdSe samples 1 (A), 2 (B) and 3 (C). 
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The CD spectra have been also converted in the corresponding Differential Absorption 

Coefficient ones by using the equations reported above and by taking account of the sample 

concentrations and the optical length of the cell used (see Figure 4.17). 

 

 
 

Figure 4.17 Differential Absorption Coefficient Spectra of CdSe QDs samples 1 (dark blue line), 

2 (dark cyan line) and 3 (dark yellow line). In the inset the dissymmetry factor is reported as 

function of the size of QDs. 

 

Figure 4.17 clearly shows that by increasing the size of QDs there is a significant increase 

of the ε values, however such an increase is lower than that observed for CdS QDs. Such an 

effect is evidently dependent on the nature of QDs. In this case the dissymmetry factor increases 

with the increasing of the size so it follows the same behaviour of ε, as shown in the inset. 

 

 

 

4.3 Conclusions 
 

QDs showing new chiroptical properties have been successfully developed. The circular 

dichroism induced effect, due to enantiopure ligands attached on the surface of QDs, has been 

demonstrated, as well as its dependence on the nature and size of the QDs. Such an effect can be 

rationalized by considering an effective coupling between the transition moments of chiral 

ligands and QDs. 

As expected there is a clear dependence of such an effect on both the nature and the size 

of colloidal nanocrystals. Moreover, the possibility to tune simultaneously the absorption and 

CD bands of such particles in water might be useful for biosensing applications. 
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Chapter 5 

Quantum Dots with long-lived luminescence as 

result of reversible electronic energy transfer 
 

 

5.1 Introduction 
 

Electronic energy transfer is a process involving a donor in its lowest excited state (D*) and an 

acceptor in its ground state (A), as represented by Equation 5.1: 

 

D* + A → D + A*     (Eq.5.1) 

 

Such a process is referred to as bimolecular if D and A are two independent species or 

intramolecular if D and A are connected in a supramolecular approach. The electronic energy 

transfer processes can essentially occur through two different mechanisms, one radiative and the 

other one non-radiative. 

 

 

5.1.1. Radiative Electronic Energy Transfer 
 

The radiative mechanism (also called trivial) is the direct absorption by A of the photon emitted 

by D. This mechanism is the simplest one and can be schematized by equations 5.2 and 5.3: 

 

D* →D + h      (Eq.5.2) 

h + A → A*     (Eq.5.3) 

 

The efficiency of such a process essentially depends on the emission quantum yield of the 

donor, the concentration and the molar absorption coefficient of the acceptor but mainly by the 

overlap of the emission spectrum of D and the absorption spectrum of A. This last factor can be 

quantified by the spectral overlap integral J, as represented in Figure 5.1: 

 

 
Figure 5.1 Schematic representation of J integral. 
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The transition A → *A must be spin allowed for the radiative mechanism to occur; so, by 

assuming that the ground state of the acceptor is of singlet-type, processes involving the lowest 

singlet (or triplet) excited state of the donor and the lowest singlet excited state of the acceptor, 

which are referred to as Singlet-Singlet (or Triplet-Singlet), energy transfer are allowed; while 

processes such as Singlet-Triplet (or Triplet-Triplet) are forbidden (see Table 5.1): 

 

Radiative Energy Transfer 

 

Excited States 

Involved 

 

1D* → 1D + h 

h + 1A → 1A* 

Singlet-Singlet Allowed 

3D* → 1D + h 

h + 1A → 1A* 

Triplet-Singlet Allowed 

1D* → 1D + h 

h + 1A → 3A* 

Singlet-Triplet Not Allowed 

3D* → 1D + h 

h + 1A → 3A* 

Triplet-Triplet 

 

Not Allowed 

 

Table 5.1 Schematic representation of both allowed and not allowed radiative energy transfer 

processes. 

 

 

5.1.2 Non-Radiative Energy Transfer 

 

The energy transfer process can be referred to as the transition from the state “*D + A” to the 

state “D + *A”; then it can be described by the Fermi’s Golden Rule, as shown in Equation 5.4: 

 

Probability (*D + A → D + *A) = [( ) (<i|H|f>
2]    (Eq.5.4) 

 

where i is the wavefunction of the starting state while f is the wavefunction of the final state, 

 is the density of interacting states and H is the operator corresponding to the perturbation 

coupling i and f. Moreover, since such a transition can occur through two different radiation 

less mechanisms, the operator H can be split in two different contributions: HC for the 

Coulombic interaction and HS for the exchange interaction. Finally, the transition matrix element 

can be factorised as follows: 

 

<i|H|f>
2 →<i|Hc|f>

2 <i|Hs|f>
2  (Eq.5.5) 

 

The Coulombic mechanism consists of a classical interaction between two charged 

particles. The electrical field arising from an excited electron can be referred to as generated by 

an oscillating dipole which can affect the electron clouds of nearby molecules. 

In other words, an excited molecule can induce the oscillation of the electrons of another 

molecule, in its ground state, in the same way as an electrical field of an electromagnetic 

radiation if a resonance condition is satisfied. 
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It is known that such a resonance condition is E(A → *A) = h for direct light absorption 

but also that a coupling between electrons of A and the oscillating field of light occurs in this 

case, while E(*D → D) = E(A → *A) is the condition to be satisfied for the photoinduced energy 

transfer to occur and for the coupling between the oscillating electron of *D and electrons of A 

to be established.  

The nature of perturbation Hc can be represented in terms of interaction between the 

electron d standing on the LUMO of the excited donor and the electron a of the HOMO of the 

acceptor, as represented in Figure 5.2: 

 

 
 

Figure 5.2 Schematic representation of Coulombic mechanism of energy transfer. 

 

The energy of two interacting dipoles, from a classical point of view, is directly 

correlated to their magnitude, D and A, but inversely correlated to their distance RDA as 

shown in Eq.5.6: 

 

E(*D dipole- A dipole) =       (Eq.5.6) 

 

Förster1 associated D andA to the oscillator strength of radiative transitions  

*D → D and A → *A, respectively. These values depend on several factors such as vibrations 

and spin. So, since they can be determined experimentally, it is possible to predict the entity of 

such an interaction. 

 

Förster’s theory establishes that the kinetic constant of the resonance energy transfer 

(FRET) is proportional to the square of D and A but also to inversely to the sixth power of 

their distance RDA, as shown in equation 5.7: 

 

k FRET ~ E2 ~  = (DA)2/RDA
6    (Eq.5.7) 

 

Moreover, Equation 5.7 can be modified2 by introducing the experimental parameters 

correlated to D and A: 
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k FRET =     (Eq.5.8) 

 

with R0
6 =  J =            (Eq.5.8.1) 

 

Where ϕD and D are the emission quantum yield and lifetime of donor in the absence of 

the acceptor, respectively; n is refractive index of the medium; NA is Avogadro number; RDA = 

donor-acceptor distance, FD () is the emission intensity of the donor in the range from  to ( + 

d), with total intensity normalized to 1; A () is the molar absorption coefficient of the acceptor 

in M-1cm-1; κ is the orientation factor between the donor and acceptor dipoles. It follows that the 

most important factors affecting the probability for FRET to occur are ϕD, D  and A as well as 

the overlap integral and the distance between the donor and the acceptor. 

FRET can be finally referred as to a long-range mechanism not requiring a physical 

contact between the donor and the acceptor and, as any transition between two quantum states, it 

must obey the spin selection rules. Such rules are based on the conservation of the spin within 

each molecule; so, both of transitions D* →D and A → *A must be spin allowed; then, 

processes such as Singlet-Singlet and Singlet-Triplet are allowed; while processes such as 

Triplet-Singlet and Triplet-Triplet are forbidden (see Table 5.2): 

 

Forster Resonant Energy 

Transfer (FRET) 

 

Excited States 

Involved 

 

1D*+ 1A → 1D + 1A* Singlet-Singlet Allowed 

1D*+ 3A → 1D + 3A* Singlet-Triplet Allowed 

3D*+ 1A → 1D + 1A* Triplet- Singlet Not Allowed 

3D* + 1A → 1D + 3A* Triplet-Triplet 

 

Not Allowed 

 

Table 5.2 Schematic representation of both allowed and not allowed FRET processes. 

 

A classic example of singlet-singlet FRET is the one occurring in light harvesting 

systems of photosynthetic organisms.3 In the case of metal complexes the lowest excited state 

with a significant lifetime is usually spin forbidden, then it would be rare to observe FRET in 

such a system. 

 

Many examples of chemosensor consisting of QDs decorated with functional molecules 

and based on FRET mechanism, either from the photoexcited QD to the chromophore or in the 

opposite way, are available. 
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For instance, QD-based pH sensors, wherein QDs act as donor and the absorption of the 

chromophoric acceptor depends on the pH, have been reported. The energy transfer efficiency 

depends, as already discussed previously, on the spectral overlap between the donor emission 

and the acceptor absorption, then pH-dependent spectral shifts of the dye absorption will result in 

different energy transfer efficiencies.  

The first ratiometric QD-based pH sensor have been developed by Nocera4 and consists 

of CdSe–ZnS Core-Shell QDs encapsulated within an amphiphilic polymer conjugated with a 

squaraine dye. The emission profile of such nanohybrids is pH dependent. In particular at low 

pH values the absorption band of the dye matches the emission band of QDs, so the energy 

transfer is efficient and QDs are quenched. The emission spectrum is dominated by the band of 

the squaraine dye. Conversely at high pH values the spectral overlap is small, the energy transfer 

is inefficient and the emission spectrum shows only the QD band. The behaviour of such a 

chemosensor is represented in Figure 5.3: 

 

 
 

Figure 5.3 (a) Scheme of a luminescent pH sensor composed of CdSe-ZnS QDs functionalized 

with a pH-sensitive squaraine. (b) Emission spectra of the QD-squaraine conjugate at different 

pH values (H2O, λexc = 380 nm): 6.0 (red solid line); 7.0 (orange dotted line); 8.0 (yellow solid 

line); 9.0 (green dotted line); 10 (blue solid line). Adapted by permission from reference [4]. 

Copyright Springer 2016. 

 

The pH-triggered modulation of the overlap of QD and chromophore emission and 

absorption spectra was also investigated in the case of CdTeSe-ZnS QDs functionalized with 

near infrared (NIR) fluorescent probes such as carbocyanines.5 Such probes are very suitable for 

sensing in biological environment, since NIR light has the maximum depth of penetration in 

tissues. Moreover, the control of pH is fundamental for many cellular processes, then its 

measurement has a relevant biological importance. 

 

QDs can also play the role of acceptors in energy transfer processes. For example, it has 

been observed that QDs are efficient energy acceptors in combination with long-lived 

lanthanide-based donors.6 Five different QDs decorated with biotin were modified with a  
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luminescent Terbium complex conjugated to streptavidin for multiplexed diagnostics. CdSe-ZnS 

or CdSeTe-ZnS nanocrystals with emission maxima at 529, 565, 604, 653 and 712 nm have been 

selected to fit within the gaps of the terbium complex emission bands. A simple scheme of such 

nanohybrids is reported in Figure 5.4. 

 

 
 

Figure 5.4 A nanohybrid consisting of a surface-biotinylated QD bound to a terbium complex-

streptavidin conjugate. Upon light excitation of the lanthanide complex in the UV, energy is 

transferred to the QD, thus resulting in luminescence quenching of Tb and the appearance of a 

long-lived QD luminescence with millisecond decay times. Adapted by permission from 

reference [6]. Copyright Springer 2016. 

 

The nature of the exchange perturbation Hs can be described in terms of an overlap 

between the electron cloud standing on the LUMO of D* and the LUMO of A and of another 

overlap between the electron cloud standing on the HOMO of A and the HOMO of D* thus 

providing a double electron transfer as represented in figure 5.5 

 
 

Figure 5.5 Schematic representation of exchange mechanism of energy transfer. 

 

The exchange mechanism is a short-range interaction requiring a physical contact 

between the donor and the acceptor for electron cloud overlapping to occur. 

The theory of Exchange energy transfer has been developed by Dexter7 and provides the 

following equation for calculating the kinetic constant: 

 

k Dexter ET = ( ) K J exp(-2RDA/L)     (Eq.5.9) 



80 

 

 

where K is related to specific orbital interaction, J=  is the spectral overlap 

integral normalized for the extinction coefficient of the acceptor A and RDA is the donor-

acceptor separation relative to the sum of their van der Walls radii, L. 

It is important to note that in this case J is normalized for A so it does not depend on the 

magnitude of A, then kET(exchange) is expected to be independent on the absorption characteristic 

of the acceptor, differently from kET(Coulombic) thus implying that excited states spin-forbidden can 

be involved in such a process. 

Since the exchange mechanism can be considered as a collisional interaction, the spin selection 

rules arise from the necessity to conserve the total spin of such a collisional complex, meaning 

that processes such as singlet-singlet and triplet-triplet are allowed; while processes such as 

singlet-triplet and triplet-singlet are forbidden (see Table 5.3): 

 

Dexter’s Energy Transfer  

 

Excited States 

Involved 

 

1D*+ 1A → 1D + 1A* Singlet-Singlet Allowed 

3D* + 1A → 1D + 3A* Triplet-Triplet 

 

Allowed 

1D*+ 1A → 1D + 3A* Singlet-Triplet Not Allowed 

3D*+ 1A → 1D + 1A* Triplet- Singlet Not Allowed 

 

Table 5.3 Schematic representation of both allowed and not allowed Dexter’s Energy Transfer 

processes. 

 

Triplet-Triplet Dexter energy transfer was observed for the first time by Terenin and 

Ermolaev.8 In their work the lowest triplet state of naphthalene was sensitized by the excited 

triplet of benzophenone in rigid matrix at 77 K. The first example of triplet-triplet energy 

transfer in solution has been provided by Backstrom and Sandros.9 

Triplet-Triplet energy transfer is also important for selectively triplet quenching as well 

as for sensitizing triplet states in organic reactions.10 

A particular Triplet-Singlet allowed process 3D* + 3A → 1D + 1A* is the one involving 

the formation of singlet oxygen of 1O2 from a photosensitizer such a polypyridyl ruthenium (II) 

complex in its lowest excited triplet state. This sensitization process is also a basis of 

photodynamic therapy (type II). 

 

Dexter-like triplet-triplet energy transfer from QDs to suitable organic surfactants has 

been recently observed by Castellano and co-workers.11 

CdSe QDs with a diameter of 2.4 nm were decorated with 9-anthracenecarboxylic acid or 

1-pyrenecarboxylic acid (see Figure 5.6). Once photoexcited the QDs are quantitatively 

quenched and ultrafast transient absorption spectra showed that the decay of the QD excited state 

occurs on a timescale coinciding with the growth of the T1→Tn transition of  
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9-anthracenecarboxylic acid, thus confirming that an energy transfer from the QD to the organic 

surface ligand is occurring. The same results were achieved in the case of QDs decorated with 1-

pyrenecarboxylic acid but with different kinetics. 

Moreover, both the energy transfer from the long-lived triplets localized on the 

surfactants to suitable acceptors (e.g., 2-chloro-9,10-bisphenylethynylanthracene) free in solution  

and the photosensitization of oxygen, as indicated by the typical phosphorescence spectrum 

centered at 1270 nm, were successfully demonstrated. These results suggest that quantum dots 

can be useful photosensitizers for applications in optoelectronics, solar energy conversion, and 

medicine. 

 

 

 

Figure 5.6. Schematic representation of nanohybrids composed of CdSe QDs and surface-

adsorbed organic molecules acting as triplet energy acceptors (A1). Triplet-triplet energy transfer 

from the organic ligands to secondary molecular acceptors (A2) freely diffusing in solution is 

also shown. Adapted from reference [11]. Copyright Springer 2016. 

 

 

5.1.3 Reversible Electronic Energy transfer 

 

Electronic energy transfer is typically considered a unidirectional process from the donor to the 

acceptor independently of the mechanism. However, if the energy levels involved in such a 

process are very close to one another then the forward energy transfer can be followed by a back-

energy transfer from the acceptor to the donor, thus resulting in the equilibration between these 

two states or in other words in a reversible energy transfer (REET). Moreover, if the lifetime of 

one of these two excited states involved is much longer than the other one then an elongation of 

the shorter lifetime is observed. Such an elongation is normally the consequence of reversible 

Dexter type Triplet-Triplet energy transfer. 

As well as previously discussed mechanisms also the REET must satisfy proper 

conditions to occur. These conditions can be identified by considering the prototypical example 

of supramolecular system showing REET. 
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Such a system has been developed by Ford and Rodgers12 and consists of a polypyridyl 

ruthenium (II) complex connected to a pyrenyl moiety through a flexible bridge. The energy 

levels of these two components as well as the energetic and kinetic parameters are schematized 

in Figure 5.7. 

 

 
 

Figure 5.7 Schematic representation of REET occurring after selectively exciting the 

polypyridyl ruthenium (II) complex or the pyrenyl moiety.  

 

ISC= intersystem crossing; 

kf = rate constant for direct energy transfer from Ru(II) complex to pyrenyl moiety; 

kb= rate constant for back energy transfer; 

kr Ru and knr Py are the intrinsic rate deactivation constant of 3MLCT and 3π-π* states, 

respectively 

 

In such a system, the two lowest triplet excited states (i.e. the emitting 3MLCT of the 

polypyridyl ruthenium (II) complex and the 3π-π* of the pyrenyl moiety) are so close in terms of 

energy (ΔE < 0.1 eV) that, for example, if the Ru(II) moiety is selectively excited then the 

forward energy transfer from its 3MLCT to the 3π-π* of the pyrenyl moiety is followed by a 

back-energy transfer. 

Moreover, the rate constants for the direct, kf, and back, kb, energy transfer are, 

respectively, 1.3 x 108 s-1 and 7.2 x 106 s-1 so 2-3 times bigger than the intrinsic deactivation rate 

constants kr Ru and knr Py which are typically around 106 s−1 for Ru(II) moiety13 and 103 s−1 for 

pyrenyl moiety. Consecutively an excited-state equilibration is established with the pyrene 

chromophore playing the role of energy reservoir.  

The rate for reaching such an equilibrium is the sum of kf, and kb while the ratio of kf over 

kb is the equilibrium constant. 

 



83 

 

 

After the equilibration, the two components will decay with a common rate, which is the 

weighted linear combination of kr Ru and knr Py, giving rise to a unique lifetime. From an 

experimental point of view, the most important evidence of such an equilibration is the elongated 

lifetime of ruthenium complex, which corresponds to roughly 11 μs, with respect to the one 

measured in the absence of the pyrenyl moiety and corresponding to less than 1 μs. 

Another condition for the excited states equilibration to occur is to avoid any 

interferences from oxygen, meaning that a deaerated environment is required. Indeed, in aerated 

conditions the triplet state sensitized by the direct energy transfer will be immediately quenched 

by free oxygen, so that the equilibration cannot occur anymore. 

 

After Ford’s and Rodgers’s pioneering work, REET has been exhaustively investigated. 

Wilson and co-workers14,15 pointed out the importance of the energy difference between 

the triplet states involved by replacing the pyrenyl moiety of Ford’s and Roger’s system with 

homologous naphthalene or anthracene moieties. In the case of pyrene, the two lowest triplet 

states are almost isoenergetic, while in the cases of naphthalene and anthracene the organic 

triplet is higher and lower, respectively, with respect to the 3MLCT, meaning that REET cannot 

take place anymore. Supramolecular systems consisting of a polypyridyl ruthenium (II) complex 

connected to anthracenyl16 or naphtalenyl17 moieties and showing REET have been developed 

just by modulating properly the position of the organic triplet. 

 

Castellano and co-workers18 have investigated first if the presence of more than one 

chromophore with respect to the Ru(II) complex can affect the excited state equilibration. They 

observed that the higher is the number of organic chromophores the higher is the value of the 

equilibrium constant, simply because the higher is the number of acceptors the more favoured is 

the forward energy transfer so the higher is the value of kf while it is reasonable to assume 

constant kb since the backward process always involves only one 3MLCT state. 

 

The solvatochromic effect on REET have been also investigated by studying the 

behaviour of a tetracyano ruthenate(II) pyrenyl complex19 in different solvents. By changing 

solvent, the excited states stabilization will be modulated then the triplet states will be differently 

shifted so that the energy transfer process can occur as uni- or bidirectional or be suppressed. 

 

REET has been recently observed in other different type of supramolecular architectures 

such as a pseudorotaxanes20 consisting of a central electron-rich dialkoxynaphthalene unit, as a 

thread, and a tetracationic cyclophane, as a cage; and a foldaxane21 consisting of a helical 

foldamer arranged around a linear molecular axis in analogy to rotaxanes. Such systems are 

schematized in Figures 5.8 and 5.9, respectively. 



84 

 

 

 
 

 

Figure 5.8 Schematic representation of REET occurring in photocatalytic electron pumping 

driving a molecular piston. The irradiation of a suitable external photosensitizer, in the presence 

of a sacrificial reductant, induces reduction and disassembly of the pseudorotaxane, while 

reassembly of the molecular piston is restored in the presence of oxygen. Adapted from reference 

[20]. Copyright RSC publishing 2012. 

 

The system shown in Figure 5.8 was already developed by Balzani and Stoddart in 199822 

and concerns the photochemically driven threading and dethreading of the pseudorotaxane by 

exploiting an external electron-transfer photosensitizer such as a polypyridyl ruthenium complex 

(e.g., [Ru(bipy)3]
2+) in the presence of a large excess of a suitable sacrificial reductant (e.g., 

triethanolamine) to prevent undesired back electron transfer. If the “simple” Ru(bipy)3]
2+) is 

replaced with another one showing REET, such as ruthenium complex bearing a pyrenyl moiety, 

then a more efficient dethreading is achieved, by taking advantage of both long-lived excited 

state and the nature of the donor. As already said, if REET is occurring then the energy is 

prevalently localized on the aromatic triplets, which have seen to be better electron donors than 

MLCT states for spin-orbit factors. 
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Figure 5.9 Modulation of REET in a dynamic foldaxane (a); molecular structures of molecular 

thread (b) and foldamer (c), which dimerizes in solution giving (c)2. 

Adapted from reference [21]. Copyright Wiley-VCH 2016. 

 

A foldamer is an artificial discrete chain molecule/ oligomer (see Figure 5.9 c), which can 

self-assemble into a conformationally-ordered configuration in solution (e.g., a double helix) 

which can host a bichromophoric thread (see Figure 5.9 b) in its central cavity (see Figure 5.9 a). 

REET can occur only in the case of such a thread free in solution; while, once these two 

components have arranged in a more rigid supramolecular architecture, the two chromophoric 

units of the thread are so far apart that a significant decoupling is established and REET cannot 

occur anymore. Such a conformation-dependent reversible electronic energy transfer can provide 

a new tool for the investigation of the geometry on the molecular scale. 

 

It is important to note that all the REET examples already published concerns molecular 

entities connected in a more complex supramolecular architecture, but there is no example 

reported in literature of REET occurring in nanohybrids consisting of QDs and suitable 

chromophoric units.  

Moreover, the QDs have the enormous advantage that their emitting state can be tuned by 

manipulating their size, thus providing a significant accuracy in projecting and developing of 

REET-based systems. The experiments described in the next paragraph provide the first evidence 

of the elongation of lifetime of colloidal luminescent nanocrystals. 
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5.2 Results and discussion 
 

 

5.2.1 First strategy: QDs coated with lipoic acid based surfactants 

 

The strategy initially adopted concerned the development of QDs decorated with lipoic acid 

based ligands bearing chromophoric units such as pyrene, naphthalene imide and a Ru(II) based 

metal complex. (Note: See chapter 2 for synthetic procedures of developed ligands).  

 

As discussed above, for REET to occur it is necessary that the energetic levels involved 

are as close as possible. By taking advantage of the synthetic procedures, which allows us to 

prepare QDs with an accurate control of their dimension, suitable nanohybrids consisting of 

CdSe-4ZnS Core-Shell quantum dots functionalized with lipoic acid based surfactants have been 

prepared and investigated. The structure of such ligands is represented in Figure 5.10: 

 

 
Figure 5.10 Molecular structure of (A) LA-PEG400; (B) LA-PYR; (C) LA-NAP; (D) LA-Ru. 

 

CdSe-4ZnS Core-Shell Quantum Dots have been prepared according to Peng’s protocol 

described in Chapter 2, then ligand exchange has been performed by adding to a methanolic 

solution of lipoic acid derivatives such as LA-PEG400 and LA-Pyr or LA-Nap or LA-Ru (0.024 

mmol; 95% of LA-PEG400 and 5% of lipoic acid conjugated with a chromophore) the hexane 

solution of TOPO/TOP coated QDs (1:30000 QD/Lipoic Ligands ratio). Once an excess of 

TBABH4 had been added, the disulfide bridges of the ligands have been broken so immediately 

that, upon stirring the biphasic mixture, a fast and efficient ligand exchange occurred. 

After removing the colourless hexane layer the methanolic phase was washed with fresh 

hexane to remove unreacted nanocrystals. Large aggregates were separated by using a syringe  
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filter (0,45 μm pore size), and unreacted DHLA ligands were removed by three cycles of 

dilution/concentration with centrifugal filter (Amicon Ultra-0.5 mL, 30 kDa, 7000 rpm, 25°C, 12 

minutes). 

All the samples have been then characterized and investigated in deaerated conditions, as 

shown in the next figures: 

 

 
 

Figure 5.11 Normalized absorption (black line) and emission (red line) spectra in MeOH of 

CdSe-4ZnS QDs functionalized with LA-PEG400. 

 

 
 

Figure 5.12 Luminescence lifetime of CdSe-4ZnS functionalized with LA-PEG400 recorded in 

deaerated MeOH by exciting QDs at 405 nm. The time scale is 500 ns while the 10000 counts 

detected at 615 nm are reported in logarithmic scale. 
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 exciton 

peak 

 



 emission 

maximum 

 

 

ϕ 

 

τ (B, %) 

 

586 nm 

 

615 nm 

 

30% 

3 ns (1895, 22%)  

13 ns (1152, 52%) 

47 ns (147, 26%) 

 

Table 5.1 Photophysical properties of CdSe-4ZnS QDs functionalized with LA-PEG400. 

 

 

Figure 5.13 (a) Normalized absorption spectra of CdSe-4ZnS decorated with LAPEG400 (black 

line), LAPEG400 /LA-Ru (red line), and only LA-Ru (dashed blue line) in MeOH. (b) Normalized 

absorption spectra of LAPEG400 decorated CdSe-4ZnS QDs in MeOH (black line) and triplet 

emission spectrum of LA-Ru (red line) recorded in MeOH by exciting at 450 nm. 
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Figure 5.14 Luminescence lifetimes of CdSe-4ZnS decorated with LAPEG400 (black decay), 

LAPEG400 /LA-Ru (red decay) recorded in deaerated MeOH by exciting selectively QDs at 600 

nm. The time scale is 500 ns while the 10000 counts detected at 615 nm are reported in 

logarithmic scale. 

 

 

QD ϕ τ (B, %) 

 

CdSe-4ZnS  

LAPEG400 capped 

 

30% 

3 ns (1895, 22%)  

13 ns (1152, 52%) 

47 ns (147, 26%) 

 

CdSe-4ZnS  

LAPEG400 /LA-Ru capped 

 

26% 

2 ns (2152, 25%)  

11 ns (670, 42%) 

54 ns (106, 33%) 

 

Table 5.2 Lifetimes and emission quantum yields values of CdSe-4ZnS functionalized with LA-

PEG400 (in black) and with LAPEG400/LA-Ru (in red) in deaerated MeOH. 
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Figure 5.15 (a) Normalized absorption spectra of CdSe-4ZnS decorated with LAPEG400 (black 

line), LAPEG400 /LA-NAP (red line) and only LA-NAP (dashed blue line) in MeOH.  

(b) Normalized absorption spectra of LAPEG400 decorated CdSe-4ZnSQ Ds in MeOH (black 

line) and triplet emission spectrum of LA-NAP (red line) recorded in 

CHCl3/ CH2Cl2 (1:1, v/v) at 77 K by exciting at 410 nm (time delay = 0.04 ms; gate = 2 ms; 

cycle = 20 ms; flash count = 1). 

 

 
Figure 5.16 Luminescence lifetimes of CdSe-4ZnS decorated with LAPEG400 (black decay), 

LAPEG400 /LA-NAP (red decay) recorded in deaerated MeOH by exciting selectively QDs at 

600 nm. The time scale is 500 ns while the 10000 counts detected at 615 nm are reported in 

logarithmic scale. 
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QD ϕ τ (B, %) 

 

CdSe-4ZnS  

LAPEG400 capped 

 

30% 

3 ns (1895, 22%)  

13 ns (1152, 52%) 

47 ns (147, 26%) 

 

CdSe-4ZnS  

LAPEG400 /LA-NAP capped 

 

28% 

2 ns (2142, 19%)  

10 ns (1072, 47%) 

40 ns (197, 34%) 

 

Table 5.3 Lifetime and emission quantum yields values of CdSe-4ZnS functionalized with LA-

PEG400 (in black) and with LAPEG400/LA-NAP (in red) in deaerated MeOH. 

 

 

Figure 5.17 (a) Normalized absorption spectra of CdSe-4ZnS decorated with LAPEG400 (black 

line), LAPEG400 /LA-PYR (red line) and only LA-PYR (dashed blue line) in MeOH. (b) 

Normalized absorption spectra of LAPEG400 decorated CdSe-4ZnSQ Ds in MeOH (black line) 

and triplet emission spectrum of LA-PYR (red line) recorded in CHCl3/ CH2Cl2 (1:1, v/v) at  

77 K by exciting at 410 nm (time delay = 0.04 ms; gate = 2 ms; cycle = 20 ms; flash count = 1). 



92 

 

 

 
Figure 5.18 Luminescence lifetimes of CdSe-4ZnS decorated with LAPEG400 (black decay), 

LAPEG400 /LA-PYR (red decay) recorded in deaerated MeOH by exciting selectively QDs at 

405 nm. The time scale is 500 ns while the 10000 counts detected at 615 nm are reported in 

logarithmic scale. 

 

QD ϕ τ (B, %) 

 

CdSe-4ZnS  

LAPEG400 capped 

 

30% 

3 ns (1895, 22%)  

13 ns (1152, 52%) 

47 ns (147, 26%) 

 

CdSe-4ZnS  

LAPEG400 /LA-PYR 

capped 

 

24% 

2 ns (3214, 22%)  

9 ns (1408, 50%) 

37 ns (174, 28%) 

 

 

Table 5.4 Lifetimes and emission quantum yields values of CdSe-4ZnS functionalized with LA-

PEG400 (in black) and with LAPEG400/LA-PYR (in red) in deaerated MeOH. 

 

The strategy initially adopted concerned essentially to position as close as possible the 

exciton level of QDs to the triplet states of chromophores attached on their surface, as shown by 

the previous figures. However, very minor modifications in the emission decay were observed 

and no elongation of the luminescence lifetime took place. 
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5.2.2 Second strategy: QDs coated with 1-pyrenecarboxylic acid 

 

After these disappointing results, another strategy was adopted. Lipoic acid based ligands were 

replaced by 1-Pyrene Carboxylic Acid (1-PCA) which is known to act as an energy acceptor in 

Dexter’s type Energy Transfer with QDs, as previously mentioned. Since such a process is 

intrinsically a short-range interaction involving a physical contact between the two components, 

then it is reasonable to assume that the shell can prevent this interaction. For this reason, QDs 

consisting only of a CdSe Core were selected for subsequent experiments. 

 

Four different batches of QDs were synthesized by following Maitra’s protocol described 

in Chapter 2. The absorption spectra and main properties of such batches are reported in figure 

5.19 and table 5.5 respectively, while the molar absorption spectrum of 1-PCA is reported in 

Figure 5.20. 

 

 

 

 

 

 

 

 

 

 

 

Table 5.5 Spectroscopic and dimensional data of CdSe 1-4 samples. 

Figure 5.19 Normalized absorption spectra of CdSe 1 (black line), CdSe 2 (red line), CdSe 3 

(green line) and CdSe 4 (yellow line) recorded in heptane. 

 

QD  exciton peak 

(Diameter) 

ϕ 

CdSe 1 524 nm (2.61 nm) 0.18 

CdSe 2 560.nm (3.26 nm) 0.16 

CdSe 3 586 nm (4.02 nm) 0.57 

CdSe 4 622 nm (5.72 nm) 0.03 
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The QDs have been re-dissolved in heptane and mixed with 1-PCA, which is not soluble 

in such a solvent. During the stirring the formation of a white precipitate was observed. Such a 

precipitate can be attributed to the deoxycholic acid and 1-hexadecylamine ligands, which are 

not soluble in heptane, indicating that a surface modification has occurred. After one hour of 

stirring at room temperature, the mixture was filtered to remove both precipitated ligands and 

undissolved 1-PCA. The absorption spectra of such a filtrate has confirmed that the 

functionalization with 1-PCA had been successfully achieved, as shown in figure 5.21: 

 

 
 

Figure 5.20 Absorption spectra of CdSe QDs before (black lines) and after (red lines) 

functionalization with 1-PCA, recorded with same absorbance value at the exciton peak. 

In the insets the photophysical and dimensional properties of each sample, with and without 1-

PCA, are reported. 
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Figure 5.21 Molar Absorption Spectrum of 1-PCA recorded in THF. 

 

CdSe3 and CdSe3-1PCA have been first investigated both in deaerated and air-

equilibrated conditions. It is important to note that all the following experiments were performed 

by exciting selectively the QDs. Since the main evidence of REET is the elongation of the 

lifetime, the next discussion arises from the comparison between the lifetimes of CdSe3 and 

CdSe3-1PCA in deaerated conditions, as shown in Figure 5.22: 

 

 
 

Figure 5.22 Luminescence lifetimes of CdSe3-1PCA (red decay) and CdSe3 (black decay) 

recorded in deaerated heptane by exciting selectively QDs at 405 nm.  

The time scale is 500 ns while the 10000 counts detected at 600 nm are reported in logarithmic 

scale.
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Lifetimes measurements reported in Figure 5.22 clearly show a significant elongation of 

the longer component of the decay of CdSe3-1PCA compared to that of CdSe3, while the shorter 

component is not sensitive to the presence of pyrene based ligands on the surface. 

Further experiments with streak camera detection were performed to quantify such an 

elongation, as shown in Figure 5.23: 

 

 

 

 
Figure 5.23 Emission decay of CdSe3 (black line) and CdSe3-1PCA (red line) in deaerated 

heptane; recorded with a streak camera and by exciting at 465 nm. 

 

Figure 5.23 provides another evidence of the elongation of the decay of CdSe3-1PCA 

QDs with respect to CdSe3 not functionalized QDs, as well as the shortening of the ns QD 

emission component, consistent with an initial sensitization of the lower-lying pyrene triplet. 

Moreover, the integral of emission decay in the range 0.5 µs-1 ms represents 3.5% of 

overall emission intensity of CdSe3-1PCA, and its slowest decay time constant is in the range 

25-80 µs. 
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Then it was decided to record the emission of both CdSe3-1PCA and CdSe3 QDs at 

different time delays with respect to the excitation pulse, in order to investigate better such a 

preliminary result. 

 

 

 

 
Figure 5.24 Phosphorescence emission spectra recorded at different time delays of CdSe3-1PCA 

(dashed lines) and CdSe3 (solid lines) on the left.  

For clarity only phosphorescence spectra of CdSe3 are reported on the right.  

All the spectra have been recorded in deaerated heptane and by exciting selectively QDs at 500 

nm. Other instrumental conditions are: gate 2 ms; cycle=20 ms and flash count=1. 

 

The phosphorescence spectra show a huge difference between the signals arising from 

CdSe3-1PCA and CdSe3. It is important to point out that CdSe3-1PCA shows a real emission at 

the same time intervals that does not allow to record a significant emission for CdSe3; although, 

as shown on the left of figure, a weak emission signal is still detectable for CdSe3. 

The excitation spectra of such emissions have then been recorded to clarify the origin of 

these signals (see Figure 5.25). 
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Figure 5.25 Phosphorescence excitation spectra of CdSe3-1PCA (red line) and CdSe3 (black 

line). The spectra are recorded in the same experimental conditions: 600 nm as emission 

wavelength, delay time 0.04 ms, gate 2 ms, cycle 20 ms, flash count 1. 

 

The phosphorescence excitation spectra exhibit a perfect match in the region of the 

exciton peak, indicating that both the signals showed in the previous figure arise from QDs. 

These results indicate that the luminescence lifetime of CdSe3-1PCA has been actually 

elongated while CdSe3 is still emitting but very weakly.  

More in detail, it is possible to correlate such a signal to intrinsic processes of QDs, from 

the data reported in literature.23 

 

Moreover, it is possible to refer the excitation band centered at around 360 nm in the case 

of CdSe3P as an evidence of the energy transfer process occurring from the lowest excited 

singlet state of 1-PCA to QDs. The efficiency of such a process has been estimated to be about 

30% from excitation spectra recorded at 0 delay.  
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After these experiments the solutions were re-equilibrated with air in order to investigate 

if the oxygen can affect such a process. Luminescence lifetimes and delayed emission spectra of 

air-equilibrated solution of both CdSe3-1PCA and CdSe3 are reported in figures 5.26 and 5.27, 

respectively. A comparison between the decay of CdSe3-1PCA in deaerated and air-equilibrated 

heptane is reported in Figure 5.28; the same comparison for CdSe3 is reported in Figure 5.29: 

 

 
Figure 5.26 Luminescence lifetimes of CdSe3-1PCA (red decay) and CdSe3 (black decay) 

recorded in air-equilibrated heptane by exciting selectively QDs at 405 nm. 

The time scale is 500 ns while the 10000 counts detected at 600 nm are reported in logarithmic 

scale. 

 

QD τ (B, %) 

 

CdSe-3 

TOPO capped 

16 ns (3400, 22%)  

32 ns (6600, 72%) 

84 ns (351, 10%) 

 

CdSe-3 

1-PCA capped 

16 ns (4408, 25%)  

34 ns (5427, 64%) 

104 ns (303, 11%) 

 

Table 5.6 Lifetime values of CdSe3 (in black) and CdSe3-1PCA (in red) in air-equilibrated 

heptane. 
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Figure 5.27 Phosphorescence emission spectra recorded at different time delays of CdSe3-1PCA 

(dashed lines) and CdSe3 (solid lines) on the left.  

Comparison between phosphorescence spectra of CdSe3 (dashed lines are referred to deaerated 

conditions, solid lines to air-equilibrated ones) on the right. 

All the spectra have been recorded in air-equilibrated heptane and by exciting selectively QDs at 

500 nm. Other instrumental conditions are: gate 2 ms; cycle=20 ms; flash count=1) 

 

 

 
Figure 5.28 Comparison between the luminescence decay of CdSe3-1PCA in deaerated (red 

decay) and air-equilibrated (black decay) heptane. 
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Figure 5.29 Comparison between the luminescence decay of CdSe3 in deaerated (red decay) and 

air-equilibrated (black decay) heptane. 

 

QD τ (B, %) 

 

CdSe-3 

TOPO capped 

16 ns (3400, 22%)  

32 ns (6600, 72%) 

84 ns (351, 10%) 

 

CdSe-3 

TOPO capped 

17 ns (3350, 20%)  

33 ns (6353, 70%) 

85 ns (355, 10%) 

 

Table 5.7 Lifetime values of CdSe3 in air equilibrated (in black) and deaerated (in red) heptane. 

 

It is evident that, by re-equilibrating the solutions with air, in the case of CdSe3P the 

longer component of the decay falls down, so there is no more elongation as previously 

observed, although it is still longer in comparison with the decay of CdSe3. Moreover, the 

intensity of delayed emission of CdSe3-1PCA drops down dramatically while those of CdSe3 are 

not affected, as expected, by oxygen as well as its luminescence lifetime. 
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Interestingly CdSe3-1PCA QDs are not the only sample showing REET, in fact CdSe2-

1PCA also shows an elongation of lifetime as reported in Figure.5.30: 

 

 
Figure 5.30 Luminescence lifetimes of CdSe2-1PCA (red decay) and CdSe2 (black decay) 

recorded in deaerated heptane by exciting selectively QDs at 405 nm. 

The time scale is 500 ns while the 10000 counts detected at 570 nm are reported in logarithmic 

scale. 

 

Figure 5.30 clearly shows an evident lifetime elongation for CdSe2-1PCA in comparison 

to CdSe2. Moreover, in such a case it is possible to distinguish a clear difference between the 

shorter components of the two samples, differently from the case of CdSe3 QDs.  

 

Further experiments recorded on a streak camera were performed in order to quantify 

such an elongation, as shown in Figure 5.31: 

 



103 

 

 

 
 

Figure 5.31 Emission decay of CdSe2 (black line) and CdSe2-1PCA (red line) in deaerated 

heptane; recorded with a streak camera and by exciting at 465 nm. 

 

The integral of emission decay in the range 1 µs-1 ms represents 6.6% of overall 

emission intensity of CdSe2-1PCA, whose slowest decay time constant is about 250µs. 

Such a result allowed us to recorder emission spectra at different delays, as already seen 

for CdSe3-1PCA, which are reported in figure 5.32: 

 

 
 

Figure 5.32 Phosphorescence emission spectra recorded at different time delays of CdSe2-1PCA 

(dashed lines) and CdSe2 (solid lines). All the spectra have been recorded in deaerated heptane 

and by exciting selectively QDs at 500 nm. Other instrumental conditions are: gate 2 ms; 

cycle=20 ms; flash count=1. 
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So, CdSe2-1PCA in deaerated conditions exhibits the same behaviour of CdSe3-1PCA. 

Once the samples had been re-equilibrated with air, no more elongation of lifetime was 

observed, as shown in Figure 5.33.  

A comparison between the decay of CdSe2-1PCA in deaerated and air-equilibrated 

heptane is also reported in Figure 5.34; the same comparison for CdSe2 is reported in Figure 

5.35: 

 

 
Figure 5.33 Luminescence lifetimes of CdSe2-1PCA (red decay) and CdSe2 (black decay) 

recorded in air-equilibrated heptane by exciting selectively QDs at 405 nm. 

The time scale is 500 ns while the 10000 counts detected at 570 nm are reported in logarithmic 

scale. 

 

QD τ (B, %) 

 

CdSe-2 

TOPO capped 

9 ns (3563, 12%)  

30 ns (5584, 64%) 

79 ns (792, 24%) 

 

CdSe-2 

1-PCA capped 

6 ns (4179, 16%)  

22 ns (4577, 64%) 

66 ns (484, 20%) 

 

Table 5.8 Lifetime values of CdSe2 (in black) and CdSe2-1PCA (in red) in air-equilibrated 

heptane. 
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Figure 5.34 Comparison between the luminescence decay of CdSe2-1PCA in deaerated (red 

decay) and air-equilibrated (black decay) heptane. 

 

 
Figure 5.35 Comparison between the luminescence decay of CdSe2 in deaerated (red decay) and 

air-equilibrated (black decay) heptane. 
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QD τ (B, %) 

 

CdSe-2 

TOPO capped 

9 ns (3563, 12%)  

30 ns (5584, 64%) 

79 ns (792, 24%) 

 

CdSe-2 

TOPO capped 

9 ns (3762, 13%)  

30 ns (5301, 66%) 

76 ns (659, 20%) 

 

Table 5.9 Lifetime values of CdSe2 in air equilibrated (in black) and deaerated (in red) heptane. 

 

As well as in the case of CdSe3-1PCA, no more elongation can be observed in air-

equilibrated solution thus resulting in falling of both luminescence lifetime and the intensity of 

the delayed emission. Once again, the properties of QDs not functionalized with 1-PCA, are not 

affected by the oxygen. 

 

 

Finally, both CdSe1-1PCA and CdSe4-1PCA do not show any lifetime elongation as 

shown if Figures 5.36 and 5.37, respectively: 

 

 
Figure 5.36 Luminescence lifetimes of CdSe1-1PCA (red decay) and CdSe1 (black decay). The 

decays are recorded in deaerated heptane by exciting selectively QDs at 405 nm. The time scale 

is 500 ns while the 10000 counts detected at 540 nm are reported in logarithmic scale. 
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QD τ (B, %) 

 

CdSe-1 

TOPO capped 

6 ns (2530, 12%)  

37 ns (2038, 53%) 

133 ns (375, 35%) 

 

CdSe-1 

1-PCA capped 

5 ns (1896, 13%)  

23 ns (1830, 53%) 

73 ns (371, 34%) 

 

Table 5.10 Lifetime values of CdSe1 (in black) and CdSe1-1PCA (in red) in deaerated heptane. 

 

 
Figure 5.37 Luminescence lifetimes of CdSe4-1PCA (red decay) and CdSe4 (black decay). The 

decays are recorded in deaerated heptane by exciting selectively QDs at 405 nm. The time scale 

is 500 ns while the 10000 counts detected at 636 nm are reported in logarithmic scale. 

 

QD τ (B, %) 

 

CdSe-4 

TOPO capped 

5 ns (4477, 14%)  

18 ns (4233, 57%) 

37 ns (762, 25%) 

 

CdSe-4 

1-PCA capped 

3 ns (4083, 14%)  

14 ns (4153, 55%) 

40 ns (805, 31%) 

 

Table 5.11Lifetime values of CdSe4 (in black) and CdSe4-1PCA (in red) in deaerated heptane. 
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Obviously, no changes were observed in air-equilibrated solutions: 

 

 
 

Figure 5.38 Luminescence lifetimes of CdSe1-1PCA (red decay) and CdSe1 (black decay)  

The decays are recorded in air-equilibrated heptane by exciting selectively QDs at 405 nm. The 

time scale is 500 ns while the 10000 counts detected at 540 nm are reported in logarithmic scale. 

 

QD τ (B, %) 

 

CdSe-1 

TOPO capped 

8 ns (2148, 13%)  

38 ns (1847, 55%) 

133 ns (314, 32%) 

 

CdSe-1 

1-PCA capped 

4 ns (2563, 14%)  

22 ns (2266, 60%) 

70 ns (278, 26%) 

 

Table 5.12 Lifetime values of CdSe1 (in black) and CdSe1-1PCA (in red) in air equilibrated  

heptane. 

 



109 

 

 

 

 
 

Figure 5.39 Luminescence lifetimes of CdSe4-1PCA (red decay) and CdSe4 (black decay)  

The decays are recorded in air-equilibrated heptane by exciting selectively QDs at 405 nm. The 

time scale is 500 ns while the 10000 counts detected at 636 nm are reported in logarithmic scale. 

 

QD τ (B, %) 

 

CdSe-4 

TOPO capped 

5 ns (4372, 17%)  

15 ns (4411, 57%) 

37 ns (819, 26%) 

 

CdSe-4 

1-PCA capped 

5 ns (4063, 17%)  

15 ns (3521, 56%) 

41 ns (600, 26%) 

 

Table 5.13 Lifetime values of CdSe4 (in black) and CdSe4-1PCA (in red) in air equilibrated 

heptane. 
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Finally, it is possible to rationalize such results by considering the energy values of the 

excited states involved in each sample, as shown in Figure 5.40: 

 

 
Figure 5.40 Schematic representation of the energy levels involved in the interaction with the 

lowest excited triplet state of 1-PCA. 

 

The energy difference between the states involved in the REET must be less than or equal 

to 0.1 eV, as previously discussed. More in detail, the energy value of QDs has been estimated 

from the maximum of the emission spectra, while the energy of the lowest triplet state of 1-PCA 

is reported in literature. Then is reasonable that only samples 2 and 3 can be involved in REET, 

while samples 1 and 4 are out of the equilibrium conditions. 

 

 

 

5.3 Conclusions 
 

QDs endowed with a long-lived emission arising from a reversible electronic energy 

transfer, involving an organic triplet excited state as an energy reservoir, have been successfully 

developed and investigated. The experiments illustrated in this Chapter are the first example of 

such a process involving luminescent colloidal semiconductor nanocrystals and not only 

molecular or supramolecular species. As consequence of REET, QDs show a lifetime at least one 

order of magnitude longer than common values. This property is crucial to apply QDs in 

biomedical field, for example in the case of fluorescence imaging with high contrast, by 

enhancing the brightness and the lifetime of the emission, but also in the case of multiplexing 

experiments, which allows the measurement at the same time of many parameters of the same 

sample. 
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Chapter 6 

Thermal poling process for directing assembly of 

colloidal nanocrystals on solid surface 
 

 

6.1 Introduction 

 
One of the most interesting aims of bottom-up nanotechnology is to develop protocols for 

depositing nanomaterials on solid surfaces for potential applications such as optoelectronic 

devices,1-4 photonic band gap materials5-8 and biochip devices and sensors.9 Assembly of 

colloidal nanocrystals on solid substrates can be carried out by taking advantage of electrostatic10 

or covalent11 interactions, capillary effect12 or through specific recognition mechanisms 

involving biomolecules13 or supramolecular interactions.14  

Alternatively, colloidal nanocrystals can be assembled on solid surfaces by applying 

electrostatic fields, this process is also known as micro- or nanoxerography.15  

In 1998 Wright and co-workers16 showed the use of scanning probe microscopies as a 

tool for making charged templates allowing assembly of nanoparticles. Atomic Force 

Microscopy,17,18,19 conductive stamps,20,21 focused ion and electron beams22 have been used to 

write local superficial charges allowing the deposit of solid nanoparticles from liquid or gas 

phase. 

In particular, AFM is probably the most versatile technique for nano-xerography, since it 

allows at the same time the writing of both positive and negative charges, with a great flexibility 

on the pattern geometry, and a high-resolution and three-dimensional topography of the resulting 

assemblies of nanoparticles on charged patterns. A simple representation of such a technique is 

shown in Figure 6.1. 

 

 
 

Figure 6.1 Schematic representation of AFM nano-xerography: (A) electrical charge injection 

by AFM in a thin film, (B) dipping in a colloidal solution of charged and/or polarizable 

nanoparticles, (C) directed assembly of nanoparticles on the charged patterns. 
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However, all these methods based on scanning probe microscopies are negatively 

affected by significant time consumption since patterns are written point-by-point and require 

sophisticated equipment. 

An alternative technique not requiring a scanning probe procedure has been developed by 

Myers and co-workers23 and it is based on the thermal poling process.  

In general glass poling is a physical process involving the manipulation of electrical 

charges, namely metal cations located within the glass matrix, which are in principle randomly 

distributed so that no permanent electric field can be measured inside the glass. If these charges 

are forced to move and fixed then a permanent field can be recorded. Glass poling can be 

performed by coupling a high voltage applied to the medium with heat, light or any other source 

of energy.  

 

The thermal poling process consists of heating the glass locally until molten (allowing 

ions to be able to diffuse) in direct current electrical field (biasing directionality of ion 

movement) followed by cooling under the applied voltage (blocking the ion position). At high 

temperature such as 300°C and under an electric field of few kilovolts per meter positive ions are 

displaced from the anodic side to the bulk glass toward the cathode, thus resulting in a 

subsurface region of few micrometers thick depleted of positive charges.  

The depleted region is subsequently negative charged and if the sample is cooled to room 

temperature with the applied voltage still working, the electron distributions becomes frozen so 

that, after such a treatment, positive charges and negative charges are separated inside the glass 

establishing a recorded field that can reach 109 V/m.  

Depending on the glass composition24 the lifetime of these depleted subsurface layers at 

room temperature ranges from hours to a permanent condition and its thickness can be 

modulated by manipulating poling time and intensity of the internal electric field, E, which also 

affects the speed of removed ions as shown in Equation 6.1 

 

v=μ z q E      (Eq.6.1) 

 

where v is the speed, q is the electron charge, z is the number of charge and μ is the ion mobility 

defined by the Einstein formula as reported in Equation 6.2: 

  

μ=D/kT      (Eq.6.2) 

 

where D is the ion diffusivity coefficient, k is the Boltzmann constant and T is the absolute 

temperature. 

 

In engineering micro-photonic devices, the final product is supposed to be tunable in 

terms of either linear or second- as well as third-order nonlinear optical responses at the 

micrometer scale.25,26 Homogeneous glasses are macroscopically centrosymmetric, then their 

nonlinear dielectric susceptibility χ2 is equal to zero, meaning that intrinsic symmetry properties 

avoid nonlinear optical response of the second-order as well as electro-optical effect of the first 

order in any homogeneous glassy material.  

 



114 

 

 

However, the inner electric field induced by poling process results in new and or 

modified properties such as in the case of optical ones. Due to this new charge disposition the 

central symmetry of starting isotropic glass is broken, thus resulting in a subsurface layer with 

anisotropic properties. 

More precisely, glass poling allows us also to perform second-harmonic light generation 

(SHG) which consists on converting an electromagnetic radiation of frequency υ in another one 

with a frequency 2υ, so twice stronger than the original. 

For instance, a near infrared radiation around 1030 nm could be converted to the 515 nm 

wavelength, corresponding to green light, as represented in Figure 6.2: 

 

 
 

Figure 6.2 Second harmonic generation principle: depending of its non-linear optical properties 

a material can be excited by absorbing consecutively two photons of the same energy thus 

resulting in the emission of a photon whose energy is doubled. 

 

The origin of the non-linear susceptibility in thermally poled glasses arises from the 

combination of an implemented space charged at the near-anode surface and the third-order 

optical susceptibility of the glass:27  

 

χ2 = 3 χ3 Efrozen     (Eq.6.3) 

 

where Efrozen is the strength of the frozen electric field. 

Finally, the described process permits an accurate control of the optical anisotropy 

geometry with a micrometric spatial resolution and the design of periodical micrometer-sized 

motifs. 

 

QDs with charged surfactants and poled glass are potential candidates to develop a new 

protocol for depositing nanocrystals on a solid substrate. The experiments described in the next 

paragraph have been performed within a collaboration with Dr. Marc Dussauze’s group of the 

Institut des Sciences Moleculaires of the University Bordeaux and are focused on the assembly 

of positively charged QDs on a glass surface polarized through the thermal poling process 

already discussed previously. 
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6.2 Results and Discussion 
 

 

6.2.1 Glass poling 

 

A borosilicate glass, under nitrogen flow, was heated at 300°C by increasing the temperature 

20°C per minute and subjected to an electrical field of 1.5 kV by increasing the voltage at a rate 

of 1500 V per minute. Such a voltage has been applied through a silicon cathode and an indium-

tin oxide (ITO) anode, which was structured by ablation with Nd-YAG laser to imprint specific 

patterns. Such a process is represented in Figure 6.3. 

Once both temperature and voltage reached the desired values, the glass was maintained 

under these conditions for 30 minutes. Subsequently it was cooled down to room temperature.  

 

 
 

Figure 6.3 (A) Schematized representation of glass poling. (B) Polarized patterns structured by 

laser ablation. 

 

 

6.2.2 Quantum Dots preparation 

 

CdSe-3ZnS Core-Shell Quantum Dots were prepared according to a procedure described in 

Chapter 2, then ligand exchange was performed by adding to a methanolic solution of Lipoic 

Acid derivatives, such as LA-PEG400 and LA-Ru (0.024 mmol; 95% of LA-PEG400 and 5% of 

LA-Ru), the hexane solution of TOPO/TOP coated QDs (1:30000 QD/Lipoic Ligand ratio). 

Once an excess of TBABH4 had been added, the disulfide bridges of the ligands have 

been broken so that, immediately upon stirring the biphasic mixture, a fast and efficient ligand 

exchange occurred. 

After removing the colourless hexane layer the methanolic phase was washed with fresh 

hexane to remove unreacted nanocrystals. Large aggregates were separated by using a syringe 

filter (0,45 μm pore size), and unreacted DHLA ligands were removed by three cycles of 

dilution/concentration with a centrifugal filter (Amicon Ultra-0.5 mL, 30 kDa, 7000 rpm, 25°C,  
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12 minutes). The experiments reported in this chapter have been performed with a methanolic 

solution (4.4 x 10-8 M) of LAPEG400/LARu coated QDs. 

In Figure 6.4 and Table 6.1 absorption, luminescence spectra and spectroscopic 

properties of such nanohybrids are reported, respectively. 

 

 
 

Figure 6.4 Absorption (full lines) and luminescence (dashed lines) spectra of TOPO/TOP 

capped QDs in hexane (black) and LAPEG400/LARu coated QDs (red).  

Luminescence spectra are recorded by exciting at 460 nm. 

 

Table 6.1 Spectroscopic properties of TOPO/TOP coated QDs (in black) and LAPEG400/LARu 

coated QDs (in red). 

 

QD D corea 

(nm) 

S shellb 

(nm) 

λexciton
c 

(nm) 

λemission
d 

(nm) 

Фe 

CdSe-3ZnS 

TOPO capped 

5.16 0.9 612 624 0.20 

CdSe-3ZnS 

LA-Ru capped 

5.16 0.9 612 622 0.03 

a Core diameter. b Shell thickness. c Wavelength of the lowest exciton absorption peak.  
d Wavelength of the maximum emission. e Emission quantum yield of QDs. 

 

 

6.2.3 Quantum Dots deposition on poled glass 

 

0.3 mL of QD solution in methanol was dropped onto the poled glass and spin-coated for 1 

minute. Then the glass was washed with fresh methanol and isopropanol to remove large 

aggregated nanocrystals deposited on the surface due to the evaporation of solvent and not to 

specific interactions with the polarized patterns. 
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The analysis of the poled glass has been carried out through confocal microscopy, as described 

in Chapter 2, to investigate if QDs can actually take advantage of the possible interaction 

between their positively charged ruthenium (II) moieties and polarized patterns, thus resulting in  

a directed-assembly driven by electrical forces. In Figures 6.5-6.7 are shown the results obtained 

from such a screening. 

 
 

Figure 6.5 Transmission (A1) and fluorescence (A2) images of Pattern A. (A3) is the overlap 

between (A1) and (A2). 

 
 

Figure 6.6 Transmission (B1) and fluorescence (B2) images of Pattern B. (B3) is the overlap 

between (B1) and (B2). 
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Figure 6.7 Transmission (C1) and fluorescence (C2) images of Pattern C. (C3) is the overlap 

between (C1) and (C2). 

 

 

Moreover, a hyperspectral screening focused on pattern C has been performed to better 

investigate the signals arising from the pattern and the supposed free space. 

This analysis essentially consists of recording point-by-point the emission spectra of a 

selected portion of space. As shown in Figure 6.8 it is possible to clearly correlate signals arising 

from the pattern to the emission of quantum dots while there is no signal arising from the free 

space, meaning that QDs have been successfully assembled in a way directed by glass 

polarization. 
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Figure 6.8 Hyperspectral map of a focused region of Pattern C at the top; (A) is the comparison 

between the emission spectra recorded from red spots (green line) and black spots (red line); (B) 

is the comparison between free in solution and self-assembled on pooled glass QDs emission 

spectra. 

 

 

6.3 Conclusions 
 

The results shown in this Chapter clearly demonstrate that a novel protocol to deposit QDs on a 

solid surface in specific patterns has been developed. QDs decorated with charge surfactants can 

be successfully assembled at the surface of thermally poled glass, in a way driven by 

electrostatic interactions and without significant changes in their properties. 

These preliminary results can open a new way in designing solid devices based on QDs 

for applications, for example, in non-linear optics. 
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General Conclusions 

 

 

The main objective of this thesis work was to develop nanohybrids exhibiting the so-

called reversible electronic energy transfer (REET) leading to the excited-state equilibration 

between the excitonic level of a quantum dot (QD) and the lowest triplet excited state of a 

suitable chromophore attached on the surface. The results shown in Chapter 5 clearly 

demonstrate the proof-of-principle that is possible to replace molecular components with QDs to 

engineer a more complicated supramolecular architecture still exhibiting the excited state 

equilibration process. It is also important to underline that QDs have the advantage that their 

excitonic level can be tuned simply by manipulating their size, which makes them a suitable 

candidate to develop REET exhibiting systems. Such a process ultimately results, as shown in 

Chapter 5, in the elongation of the lifetime of the nanocrystals from common values of tens of 

nanoseconds to, at least, tens of microseconds. Our interest on such a project arises from the fact 

that nanocrystals with a long-lived luminescence can find a potential application in 

nanomedicine, for instance in the field of either fluorescence imaging with a high contrast or 

multiplexing analysis. 

 

A key point in designing colloidal QDs for application in nanomedicine is the solubility. 

Since commonly synthesized QDs are only soluble in apolar organic solvents (e.g. chloroform, 

hexane, toluene), a post-synthetic treatment is required to make them water-compatible or, at 

least, soluble in polar media. As shown in Chapter 3, a new strategy for providing water-soluble 

QDs has been developed during this research. In this approach, lipoic acid is exploited as a 

surfactant for inducing the phase transfer of QDs from an apolar medium to another polar one in 

a more efficient way, in terms of saving time and reagents, with respect to the other approaches 

previously reported in the literature. Moreover, such a method allows us to modulate the 

solubility of QDs in a wide range of different solvents simply by changing the experimental 

conditions adopted during the activation of lipoic acid. This feature can be ultimately exploited 

for applications requiring either hydrophilic or hydrophobic nanocrystals. 

 

As already discussed in Chapter 3, lipoic acid is a potential bidentate ligand which can 

attach the surface of a QD very strongly and at the same time enhance their solubility in a polar 

media through the free carboxylic moiety; however, it is also a chiral molecule that may affect 

the optical properties of QDs once attached on their surface. In Chapter 4 the development of 

water-soluble QDs decorated with the right-handed enantiomer of lipoic acid is shown, which 

clearly exhibit new chiroptical properties due to the induction of a circular dichroism process and 

also that, as expected, such a process depends both on the size and nature of QDs. Equally, 

nanocrystals with new chiroptical properties can be ultimately exploited in the field of bio-

sensing or chiral recognition. 
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The last research project described in Chapter 6 concerns patterned deposition of QDs on 

a solid substrate. The most commonly used methods are based on scanning probe microscopies 

(e.g., AFM) and herein we consider a new protocol exploiting the thermal poling process to 

successfully pattern glass surfaces to subsequently deposit charged QDs with high precision. As 

shown in Chapter 6, such a method allows us to modulate the charge displacement of any solid 

substrate and then to assemble QDs decorated with charged ligands through the resulting 

electrostatic interaction. The thermal poling process also modifies the optical properties of the 

substrate, which is intrinsically isotropic, then such a method can be exploited not only for 

engineering solid QDs-based devices but also in the field of non-linear optics. 



123 

 

List of Publications 

 

(4) Silvi, S; Baroncini, M.; La Rosa, M.; Credi, A. 

Interfacing Luminescent Quantum Dots with Functional Molecules for Optical Sensing 

Applications. 

Topics Current in Chemistry (Z) 2016,374:65 

DOI: 10.1007/s41061-016-0066-7 

 

(3) Shäfer, C.; Ragazzon, G; Colasson, B.; La Rosa, M.; Silvi, S.; Credi, A. 

An Artificial Molecular Transporter   

Chemistry Open 2016, 5, 120-124. 

DOI: 10.1002/open.201500217 

 

(2) Toma, M.F.; Puntoriero, F.; Pho, T.V.; La Rosa, M.; Si, Y.J.; Tremolet de Villers, B. J.; 

Pavlovich, J.; Stucky, G. D.; Camapgna, S. 

Polyimide Dendrimers Containing Multiple Electron Donor–Acceptor Units and Their 

Unique Photophysical Properties  

Angew. Chem. Int. Ed. 2015, 54, 6775-6779. 

DOI:10.1002/anie.201501298 

 

(1) Avellini, T.; Lincheneau, C.; La Rosa, M.; Pertegás, A.; Bolink, H. J.; Wright, I. A.; 

Constable, E. C.; Silvi, S.; Credi, A. 

Modulation of solubility of luminescent nanocrystals through facile surface modification  

Chem. Comm. 2014, 50, 11020-11022. 

DOI: 10.1039/C4CC03805C 



124 

 

 

Titre: Développement de nanocristaux semi-conducteurs luminescents (Quantum Dots) 
pour des applications photo-induites 
 
Résumé: Cette thèse s’est focalisée sur le développement de nanocristaux semi-conducteurs 
luminescents, i.e. des boîtes quantiques (quantum dots, QDs), pour des applications photo-induites. Ces 
nanomatériaux possèdent des propriétés optiques très intéressantes qui dépendent de leur taille et sont 
prometteurs pour des applications dans divers domaines.  
Les QD sont généralement hydrophobes mais de nombreuses applications intéressantes requiert une 
compatibilité avec l'eau ou du moins avec un environnement polaire. Cela, nécessite donc un traitement 
post-synthétique afin de modifier leur solubilité. 
 

Au cours de cette thèse, une nouvelle méthode pour transférer les QDs d'un solvant apolaire vers un 
solvant polaire a été développée en les fonctionnalisant avec l'acide lipoïque, un tensioactif complexant. 
L'acide lipoïque est une molécule chirale générant donc un effet de dichroïsme induit qui a pu être 
étudier, ainsi que sa dépendance vis-à-vis la taille des nanocristaux. 
 

Un objectif clef de ces recherches était le développement de QDs présentant un transfert d'énergie 
électronique réversible (REET). Il s’agit d’un transfert d'énergie bidirectionnel entre les QDs photoexcités 
et des unités chromophores appropriées fixées sur leur surface, dont la conséquence la plus importante 
est l'allongement de la durée de vie de luminescence du QD. 
 

Enfin, un nouveau protocole pour le dépôt de QDs chargés sur un substrat vitreux localement polarisé a 
été développé en collaboration avec le Dr Marc Dussauze de l'Université de Bordeaux. 
 

Mots clés: nanocristaux, semi-conducteurs, fonctionnalisation, transfert d'énergie, photo-induites. 

 
Title: Development of luminescent semiconductor nanocrystals (Quantum Dots) for 
photoinduced applications. 
 
Abstract: This thesis focuses on the development of luminescent semiconductor nanocrystals quantum 
dots (QDs) for photoinduced applications. QDs are promising nanomaterials with size-dependent optical 
properties and are attractive for applications in several fields.  
However, QDs are commonly hydrophobic and many interesting applications require their compatibility 
with water or at least with a polar environment, meaning a post-synthetic treatment is required to confer a 
different solubility. 
 

During these studies, a new method for transferring QDs from an apolar solvent to another one polar has 
been successfully developed, by exploiting lipoic acid, as a versatile surface capping agent. Moreover, 
lipoic acid is a chiral molecule so a possible induced dichroism effect has been also investigated, as well 
as its dependence on the size of nanocrystals. 
 

A major aim of this research was the development of QDs exhibiting reversible electronic energy transfer 
(REET). Such a process is a bidirectional energy transfer between the photoexcited QDs and suitable 
chromophoric units attached on their surface, whose most important consequence is the elongation of the 
luminescence lifetime of the QD. Strong experimental evidence for REET and accompanying 
modifications of the photophysical properties has been obtained. Such a process to our knowledge has 
never been observed in QD-based systems. 
 

Finally, a novel protocol for depositing charged QDs on a locally polarized glassy substrate has been 
developed in collaboration with Dr. Marc Dussauze of the University of Bordeaux. 
 

Keywords: nanocrystals, semiconductor, luminescent, energy transfer, photoinduced 
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