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I am and will forever be grateful to my loving wife Krishnaveni and 2.5 yr. old daughter Ariana Jessilyn who have given everything possible and even given up important things to make sure I achieve this feat. I can't find the words that express my gratitude. Thank you so much for your Greenhouse gas emissions (GHG) are endlessly growing in an era where hydrocarbon (gas, oil, and coal) centered power generators govern. This is mainly a concern when taking into attention that our remaining supplies of oil and natural gas are hastily diminishing as world population growths. At present humanity is encountering a future of diminishing reserves of fossil fuels, growing energy demand as well as a greater understanding of the environmental influence by the use of fossil fuels.

It is now of worldwide importance that GHG emissions related with energy production are significantly decreased in order to control the consequences of climate change and environmental pollution. The 1997 Kyoto Protocol agreements have been formed in order to attempt and moderate the results of climate change by decreasing the amounts of GHGs discharged into the atmosphere.

The European Union (EU) has fixed the following two targets: First target is GHG should be reduced to 20% below their 1990 levels by 2020. The second headline target is a 20% penetration of renewable energy by 2020. Recently the United Kingdom (UK) set out in its 2007 Energy White Paper that it would commit to an 80% GHG emission reduction compared to 1990 levels by 2050. The targets of both the UK and EU are remarkable, though there is now a common trend among many nations concerning targets of a low carbon future [1][2] .

Fuel cells have recently been identified as a crucial technological alternative on path to an upcoming low carbon built environment owing to their high efficiencies and low emissions. A fuel cell is an electrochemical device that converts the chemical energy of a fuel directly into electrical energy. The one-step class of this process, in comparison to the multi-step (e.g. from chemical to thermal to mechanical to electrical energy) processes involved in combustion-based heat engines, provides some exceptional benefits. Such as, the current combustion-based energy generation technologies are very harmful to the environment and are mostly contributing several global concerns, e.g. climate change, ozone layer depletion, acidic rains, and thus, the consistent reduction in the vegetation cover. Moreover, these technologies rely on the finite and diminishing world supplies of fossil fuels. Fuel cells, conversely, offer an efficient and clean mechanism for energy conversion.

Furthermore, fuel cells are compatible with renewable sources and modern energy carriers (i.e., hydrogen) for sustainable development and energy security. Thus, they are considered as the energy conversion devices of the future. In summary, fuel cells offer a cleaner, more efficient, and possibly the most flexible chemical-to-electrical energy conversion [2][3][4] . The fuel cell technology has a miscellany of application varying from stationary power plants to portable energy consumption.

Globally, several countries are focusing on fuel cell based energy sources and fuel cell technology is successfully launched in different countries like Sweden, UK, Japan and USA 4 . The fuel cells are beneficial for many systems; however, there are principally three regions which are being more focused at present for fuel cell applications. These uses are transportation (cars, buses, trucks, submarines, ships, spacecrafts etc.), stationary power (power for remote locations, back-up power, stand-alone power plants for towns and cities, distributed generation for buildings and cogeneration) and portable power (cell phones, radios and laptops etc.) 5 .

Development and challenges

The fuel cell industry had revenues of roughly $2.2 billion in 2014, a growth of almost $1 billion over revenues in 2013. The major markets for fuel cells currently are in stationary power, portable power, auxiliary power units, backup power, and material handling equipment. Nearly 155,000 fuel cells were circulated globally in the four-year period from 2010 through 2013, accounting for 510-583 MW of fuel cell capacity. In 2014 alone, above 50,000 fuel cells accounting for over 180 MW of capacity were shipped. In transportation applications, makers have started to commercialize fuel cell electric vehicles (FCEVs). Hyundai and Toyota have recently introduced their FCEVs in the marketplace, and Honda is set to launch its new FCEV in the market in 2016. Others, including Daimler, reportedly are set to begin commercialization in 2017 6 .

The worldwide fuel cell industry market is expected to reach $19.2 billion by the year 2020 7 with the United States, Japan, Germany, South Korea, and Canada acting as the flagship countries in the development and commercialization of fuel cells. In 2016 annual plane of The Fuel Cell and Hydrogen 2 Joint Undertaking (FCH 2 JU) 8 , there is a special attention on manufacturing technologies of proton exchange membrane fuel cells (PEMFC) for transport applications. And it is mention that regardless of the maturity level of the PEMFC technology, it still encountering some real tasks in many aspects such as manufacturability, production efficiency and production cost. FCH 2 JU has committed a full project that will examine the process development of critical steps of PEMFC stack manufacturing and production of component engineering samples. The anticipated target of the project is to expand the production of PEMFC stack from few 100 stacks/ year up to 50,000 stacks/year in 2020, for a total power range about 5 MW per year with a single line. One more attractive project of FCH 2 JU will focus on improving the design of high efficiency and low-cost Balance-of-Plant (BoP) PEMFC system components on the cathode side including a compressor, humidification, intercooler, valves, and turbine/expander. The predictable outcome of this project is to reach a production cost of 100 V/kW at a production rate of 50,000 units/year of the FC system and similarly to stabilize the Maximum power degradation at 10% after 6000 h in the passenger cars 8 .

Successful application of fuel cell technology in the transport sector has taken place in Europe and USA. Nevertheless, the fuel cell industry is still facing a number of tasks to commercialization. Fuel cell cost is one main task, the durability of the unit and its performance is one more critical one. The challenge of hydrogen infrastructure and storage is necessity for the technology wide spread in transportation 9 .

According to the U.S. Department of Energy's (DOE's) 10 , today fuel cells can be manufactured at low volume for around $280/kW. If fuel cells were manufactured at high volume with the latest advanced materials and components demonstrated in the lab, the cost would be around $55/kW; still short of the 30 US $/kW ultimate DoE target. According to Figure 1.1, it can be seen that the costs, from those initially estimated, are continually dropping. manufacturing (500,000 units/year) 11 .

Current targets and the main objectives for most researchers in the development of novel membrane materials deal with increasing the performance and durability and to reduce the overall cost of fuel cells. Table .1.1 lists the 2020 US DOE targets for HT-PEM materials 12 . The targets incorporate the most important characteristics for PEMs, i.e. high conductivity, good thermal, mechanical and chemical stability, acceptable durability, and compatibility with other fuel cell components, materials that are easy to work with and that can be recycled in an environmentally friendly manner. Although the concept of a fuel cell was developed in England in the 1800s by Sir William Grove, the first workable fuels cells were not produced until much later, in the 1950s. In 1959, Francis Thomas Bacon, an English engineer, demonstrated the first fully-operational fuel cell. His work was impressive enough to get licensed and adopted by NASA 13 .

Types of Fuel Cells

Based on the type of electrolyte used and the temperature operation, fuel cells can be divided into six types: alkaline fuel cells (AFC), polymer electrolyte membrane or proton exchange membrane fuel cells (PEMFC); Direct Methanol Fuel Cell (DMFC); phosphoric acid fuel cells (PAFC), solid oxide fuel cells (SOFC); and molten carbonate fuel cells (MCFC). All of the fuel cells perform in the same principal method, i.e., a fuel is oxidized into electrons and protons; oxygen is reduced to oxide species; proton or oxide ions are transported through the ion conducting but electronically insulating electrolyte. However, vary in various other features such as operating temperature, electrolyte, catalyst, and system structure and hence have dissimilar applications. Table .1.2 shows the types of fuel cells and compares their features and applications 2,14 . The principal focus of our efforts is on polymer electrolyte membrane fuel cells (PEMFC); therefore a more detailed discussion of PEM fuel cells and previously reported efforts on PEMs is given below.

Polymer electrolyte membrane fuel cells (PEMFCs)

Among the types of fuel cells, PEMFCs have the largest range of applications as they are extremely flexible. PEMFCs are the most promising candidates for transport applications due to their high power density, fast startup time, high efficiency, low operating temperature, and easy and safe handling. However, PEMFCs are still too expensive to be competitive or economically-feasible 4 .

The electrochemical processes in the fuel cell take place at the catalyst layers. In PEMFC, the processes at the anode and cathode, respectively, are:

Anode: 2H 2 → 4H + +4e-

Cathode: O 2 + +4e-+ 4H + → 2H 2 O
Hydrogen fuel is provided to the anode (negative terminal) of the fuel cell where it gets oxidized to form electrons and protons together with the production of heat. Each takes a separate direction to the cathode. The protons migrate through the polymer electrolyte membrane and the electrons are transferred through an external circuit to generate electricity. At the cathode (positive terminal), oxygen reacts with the coming protons to form water. The only by-product of this electrochemical process is heat and water.

Figure 1.2:

Schematic representation of a single fuel cell (PEMFC) 14 .

A fuel cell is composed of three active components: a fuel electrode (anode), an oxidant electrode (cathode), and an electrolyte sandwiched between them. The electrodes consist of a porous material that is covered with a layer of catalyst (often platinum in PEMFCs). Catalyst layers, normally 5-50 µm thick, comprising platinum or platinum deposited on carbon, are merged onto each side of the PEM.

Figure .1.2 is a schematic demonstration of a single PEMFC. The heart of the PEMFC is a polymer electrolyte membrane (PEM), which acts as a proton conductor as well as a fuel barrier besides a mechanical separator sandwiched between the anode and the cathode 16 . The gas diffusion layers (GDL) made of carbon cloth or porous carbon paper, are direct contact with the catalyzed membrane. These layers deliver efficient reactive gas supply to the catalyst layer and efficient water supply and eliminate in liquid or vapor form.

The electrodes need to be porous to facilitate sufficient space for the diffusion of gas to the active regions of the electrocatalyst. In addition, the cathode (where water is formed) is required to be hydrophobic so that the electrode does not turn into flooded with water resulting in additional mass transfer resistance. For real fuel cell operation, a three phase boundary is involved, where the electrocatalysts are in contact with PEM while access to reactant gas is provided. A complete cell contains current collector plates that mostly contain machined stream channels, as needed for successful distribution of reactant gasses near the surface of the electrodes. These plates become bipolar plates in the fuel cell stack, in which case they would have gas flow fields on both sides 17 .

High Temperature Operation of PEMFC

Although the PEMFC is considered one of the most promising alternative power sources especially for sub-megawatt scale applications, there are several technological and commercial reasons for operating PEM fuel cells at temperatures above 120 °C [18][19] .

i) The carbon monoxide concentration influences the performance of a PEM at low temperatures 20 .

It is reported [21][22] that If the concentration of CO is excessive (!10 ppm), it will intensely adsorb to the platinum (Pt) surface then poison the platinum electro-catalyst (Figure . 1.3). It has been observed that the chemisorption of CO on Pt is related with high negative entropy, indicating that adsorption is elevated at low temperatures, and lowered at high temperatures. As a result, the CO tolerance will rise with rising temperature and is almost negligible at high temperatures (140 °C) 20 . electrodes can significantly help in substituting platinum based catalysts with other non-platinum based catalysts which would help in overall cost reduction [22][23][24] .

iii) The major drawback of low-temperature PEMFCs (LT-PEMFCs) is the cooling of a system, during low temperature operation. A PEMFC functioning at 80 °C with an efficiency of 40-50% can produce a heavy amount of heat that must be removed from the PEMFC to sustain the working temperature.

An increasing temperature of PEMFC will allow for existing cooling architectures present in transport vehicles to be used consequently increasing the weight and mass specific energy densities and the overall energy efficiency. The efficiency can be further increased when cogeneration and on-board reforming are considered 3,20 .

iv) The diffusion coefficient of hydrogen is one order of magnitude greater than that of oxygen in the air at particular pressure and temperature. Thus, slower diffusion of oxygen is a controlling factor in the working of PEMFC in regard to reactant transport. It has been reported that oxygen transport is slower in liquid water than in water vapor 25 . Thus, by enhancing the operating temperature, the percentage of water vapor could be increased in the gas diffusion layer and catalyst layer of a cathode, so, improving oxygen transport and consequently, fuel cell performance 3 .

On the other hand, several researchers have also shown specific shortcomings with HTPEMFC which are following 26 . i) The durability of the PEMFC will diminish as a result of enhanced liability to structural plus chemical degradation. Ii) The already remaining drawbacks of corrosion of carbon support can intensify with enhancing in working temperature of PEMFCs. It has been described that the corrosion rate of the carbon support intensifies with enhancing platinum loading and increasing temperature. Additionally accumulation of Pt nanoparticles (reduction of electrochemically active surface area), dissolution of Pt particles into acidic operating environment and re-deposition during long term operation aggravate with increasing temperature. iii) Membrane degradation is enhanced under low humidity and high temperature environments. Iv) As the proton conductivity is highly relied on the water, dehydration of the PEM and resulting decline of proton conductivity is the main concern with HTPEMFC technology. v) If high relative humidity is required for high proton conductivity at high temperatures, an extremely elevated pressure is needed which is technically and commercially not attracting 27 .

Polymer Electrolyte Membranes (PEM)

In this HTPEM scenario, the most important challenges are mainly related to the electrolyte performance and durability. The PEM can be considered in two parts: Firstly, the polymeric membrane material, including the backbone, the side chains and any fillers or support materials that have been added to increase the material desirable properties. Secondly, the proton carrier, which is either water or an ionic medium such as phosphoric acid (H 3 PO 4 ) or an ionic liquid 3 .

Perfluorosulfonic acid -polymer and its derivative (PFSA) ionomers (e.g. Nafion, Figure. The Teflon-like molecular backbone provides these materials excellent long-term stability in both oxidative and reductive environments.The proton conductivity of Nafion® strongly rely on its water content as water is responsible for both the dissociation of the sulfonic acid protons which provides highly mobile hydrated protons and the proper percolation of these hydrophilic inclusions. Nafion shows high proton conductivity of up to 100 mS cm -1 under fully hydrated conditions 28 . The major shortcomings related with PFSA based membranes are listed briefly as follows: i) High cost (350-500 USD/m 2 ii) Decline in conductivity with decreasing relative humidity and inability to work at high temperatures iii) Poor mechanical strength at 100 °C. iv) Shrinkage and cracking under dehydrated conditions accelerating gas-crossover v) Thermal and chemical degradation 29 .

Anhydrous Proton Conducting Membranes

The idea and possibility of acquiring high ionic conductivity in other dipolar solvent systems other than water opened the gate for many different approaches to HT-PEMFC technology.

Polymer based electrolyte membranes have been actively investigated over the last years for the development of new generation of proton exchange membranes (PEMs) adequate for high temperature (above 100 °C) applications 20,23,30 . Membranes under active development can be classified into the following groups and have been well reviewed in recent years: (i) modified perfluorosulphonic acid (PFSA) membranes 25,30 ; (ii) alternative membranes based on partially fluorinated and aromatic hydrocarbon polymers 3 ; (iii) inorganic-organic composites 31 ; (iv) acid-base polymer membranes 32 , typically a basic polymer doped with a non-volatile inorganic acid or blended with a polymeric acid.

As the focus of this thesis, the discussion below is related to the acid-base type membranes. Acidbase complexation represents an effective approach to the development of proton conducting membranes. Polymers bearing basic sites like ether, alcohol, imine, amide, or imide groups react with strong or medium strong acids. The basic polymer acts as a proton acceptor like in a normal acid-base reaction, and an ion pair is formed. The polymers used in previous investigations include polyethyleneoxide (PEO), polyacrylamide (PAAM), poly(vinylpyrrolidone) (PVP), polyethyleneimine (PEI), and polybenzimidazole ((PBI) 33 . It is reported that high conductivity can only be obtained with amphoteric acids, especially phosphoric or phosphonic acids.

Among those, phosphoric acid doped PBI membranes have been recognized as promising PEM materials operating at high temperatures [32][33][34] . Being as an amorphous thermoplastic polymer, the aromatic nuclei of PBI provide the polymer high thermal stability (glass transition temperature, Tg= 425-436 °C), excellent chemical resistance, retention of stiffness and toughness, however, with poor process ability, as reviewed previously 36 .

Phosphoric acid doped

(a) (b)

Primarily used in textile fibres, the selection of poly 2,2'-m-(phenylene)-5,5'-bibenzimidazole as the commercial product was made on the basis of its good fibre properties, availability of monomers and identification of suitable solvents for fibre extrusion 35 . The strong hydrogen bonding between =N and -NH-groups in PBI is the dominant molecular force, resulting in close chain packing and therefore good mechanical strength of membranes 33,35,37 . The pKa of benzimidazole group is about 5.5, which enables its absorption of acid as a plasticizer. In fact, PBI needs to be doped with acid to achieve adequate proton conductivity for fuel cell operation (more than 0.05 S•cm -1 ) due to its intrinsic conductivity is negligible i.e. 10 -12 S•cm -1 24 . One of the most commonly used mineral acids is phosphoric acid (H 3 PO 4 ). It is thermally stable at temperatures even above 100 °C. The proton conductivity of the fully doped PBI membrane 70 mS cm -1 at 200 °C 34 which is almost as high as that of fully hydrated perfluorinated membranes (Nafion) and far less dependent on the relative humidity, thus allowing its use in HT-PEMFCs without humidifying the gas reactants.

Although phosphoric acid doped PBI membranes exhibits excellent properties needed for a good fuel cell performance, there are specific shortcomings which prevent the probability of its The proton transfer in H 3 PO 4 doped PBI membranes mainly depends on the H 3 O + carrier motion.

Though the rise in temperature could increase the ion motion and lower the membrane viscosity, the water evaporation at high temperature certainly affected the lack of proton carriers. So, the phenomenon of the fall on the conductivity of doped PBI membranes could be explained with temperature increasing 38 . These disadvantages include catalyst deactivation due to the adsorption of phosphate anions and carbon support corrosion remains as the main shortcomings 39 .

Proton-Conducting Mechanisms

In the case of polymer electrolyte membrane, which is placed between the anode and cathode in PEMFCs, the complete knowledge of the proton transport mechanisms is extremely important because the generation of power by fuel cells is limited by proton conduction. In general, the proton transport mechanisms only can occur in the free spaces of membranes, such as surfaces and channels and pores connected to each other 40 .

There are two plausible proton-conducting mechanisms in PEMs: vehicle-type and Grotthuss-type mechanisms 41 as shown in figure 1.6: In the vehicle-type mechanism, protons migrate across the medium along with a "vehicle" or proton solvent such as H 3 O, H 5 O 2 + , and H 9 O 4 + . The overall proton conductivity is strongly relying on the vehicle diffusion rate. In the Grotthuss-type mechanism, protons are transferred from one site to another via the formation and breaking of hydrogen bonds (proton hopping), thus a vehicle or proton solvent is not required. Generally, both of these mechanisms are not independent in PEMs and consistently could make joint involvements to proton conductivity. Mostly, in all the sulfonic acid attached PEMs, the vehicle-type mechanism is predominant in presence of water while the Grotthuss-type mechanism also contributes in the form of proton transfer via water molecules i.e., H-bond forming and breaking. In the N-heterocycle (e.g., imidazole) containing membranes at low temperatures, the vehicle-type mechanism is still dominant while the contribution of Grotthuss-type mechanism is significantly increased. For high temperature PEMFCs above 100 °C, it is difficult to maintain water in the membranes. High-temperature proton solvents like imidazole can be used to assist proton transfer, transforming vehicle-mechanism dominated PEMs to Grotthuss-mechanism dominated ones 37,[41][42] .

Figure 1.7 demonstrates the both mechanisms for phosphoric acid and an ionic liquid (1-butyl-3methylimidazolium bis (trifluoromethyl sulfonyl) imide) 3,43 .

Because of water evaporation and mineral acids problems (i.e. phosphoric acid dehydration, corrosion and degradation issues) described above for PEMFC usage in elevated temperatures, a more thermally stable, and the non-volatile dopant is required. In this work, we principally propose room temperature ionic liquids (RTIL) as ion conductor. 

Ionic liquids as electrolytes in PEMFCs

Proton conducting room temperature Ionic Liquids (RTIL) have been considered as an alternative attractive electrolyte for high temperature application of PEMFCs. The first publication describing an IL by Paul Walden in 1914, who detected the special physical properties of ethylammoniumnitrate 44 .

Ionic liquids are salts completely composed of organic cations and either organic or inorganic anions, which have melting points below the typical temperature of 100 °C. This effect is from the low intermolecular interactions and weak packing efficiency of their asymmetrical ions and from the delocalization of their charges. They have attractive properties, such as negligible volatility, nonflammability, high thermal and electrochemical stability and outstanding ionic conductivity even under anhydrous conditions. They are formed entirely by ions and differ from ionic solutions in that Two general classes of ionic liquids exist: aprotic and protic. Aprotic ILs are categorized by a low melting point concerned to the difficulty of packing large asymmetrical cations with small anions.

These ILs have a high mobility and ion concentration, making them appropriate electrolytes for lithium batteries. Protic ILs have a mobile proton positioned on the cation. The reactivity of this active proton makes them suitable for HTPEM applications [45][46] . A benefit of using protic IL is that system can be functioned at temperatures above 100 °C under anhydrous conditions since the proton transport is free of the water content.

The synthesis of protic ionic liquids is based on an acid-base neutralization reaction: a proton is transferred from a Brønsted acid to a Brønsted base

HA + B → BH + + A -

TFSI

The most common cations available commercially and easier to synthesize are those based on imidazolium, so the selected ones for this work. There are so many efforts devoted to the characterization of different types of ILs for FC applications 47 .

Table 1.3 gives some typical physical properties viz. conductivity (σ), density (d), and decomposition temperature (T d ) of some common imidazolium based ionic liquids. The incorporation of ionic liquids in polymers has been widely reviewed for gas separation 50 , however, increasingly more research works are studying this approach for FC applications 45 .

The mixture Polymer/IL is attained normally by physical methods: i) blend of ILs in the polymer solution; ii) IL impregnation in the dense polymer film (polymer doped with IL) and iii) RTIL immobilization in the porous polymer film. In the first strategy, the membranes are prepared by a solution casting method, dissolving the polymer in a convenient solvent and concentration.

Subsequently, suitable amounts of IL and mineral acid (if applicable) with different mole ratios is added to the polymer. The second strategy is the same concept of doping acid base polymers with mineral acids, but using a RTIL instead. However, the efficiency of this approach depends on the viscosity of RTIL used, and a large excess of IL remains on surface polymer. To overcome this situation, the third strategy deals with porous polymer matrices to enhance RTIL immobilization into the membrane.

Very few works deal with the incorporation of ILs and mineral acid (if applicable) at different molar composition on the PBI casting solution [51][52][53][54][55] . Of course, the key point is the miscibility between the IL and the polymer.

The composite blend membranes based on H 3 PO 4 /1-methyl-3-propyl-methylimidazolium dihydrogen phosphate (PMIH 2 PO 4 )/PBI were developed by Ye and co-workers for HTPEMFCs 51 , exhibiting a proton conductivity of 2 mS.cm -1 at 150 °C under anhydrous conditions; the conductivity increases once the membranes absorb some water vapour.

Alternatively, composite membranes were prepared from an organosoluble, fluorine-containing PBI with the ionic liquid, 1-hexyl-3-methylimidazolium trifluoromethanesulfonate (HMI-Tf) 52 . In this 

Polymeric ionic liquids (PILs) as PEMs

In PEMFCs, polymer membranes swelled with protic ionic liquids suffer from the hydro-dynamical solvation phenomenon which limits the lifetime of the cell [START_REF] Martinelli | An investigation of the sol-gel process in ionic liquid-silica gels by time resolved Raman and 1H NMR spectroscopy[END_REF] .

Since liquids, ILs could leach from polymer structure where they were originally incorporated, thus, immobilization into supports has not always been successful 48 . Consequently, the polymerization of ILs comes as a solution for their immobilization into polymers effectively or synthesizes pure IL dense membranes. Polymerization of ILs emerges as an attractive alternative in terms of safety, stability and mechanical properties. Polymeric ionic liquids (PILs) retain some of the unique properties of IL, such as thermal stability, tunable solution properties and chemical stability, which when combined with intrinsic polymer properties, are anticipated to offer more advantages than ILs [START_REF] Yuan | Poly(ionic liquid)s: An update[END_REF][START_REF] Li | Novel polymeric ionic liquid membranes as solid polymer electrolytes with high ionic conductivity at moderate temperature[END_REF] .

Figure 1.9: Polymeric ionic liquids [START_REF] Ohno | Design of Ion Conductive Polymers Based on Ionic Liquids[END_REF] .

Polymeric ionic liquids also called Poly(ionicliquid)s, belong to a branch of polyelectrolytes that contain an ionic liquid (IL) species in each monomer repeating unit, connected through a polymeric backbone to form a macromolecular architecture [START_REF] Yuan | Poly(ionic liquid)s: An update[END_REF] . Polymerised ionic liquids (PILs) include a wide variety of structures (Figure 1.9); they can be designed to form different systems, such as polycationic ILs, polyanionic ILs, poly-mer complexes, copolymers and poly(zwitterion)s, depending on the final application of the polyelectrolyte [START_REF] Ohno | Design of Ion Conductive Polymers Based on Ionic Liquids[END_REF] .

The most innovative technique used to generate solid polymeric electrolytes from ionic liquids is the polymerisation of ionicliquids containing vinyl groups 45 .

PIL can be synthesized via two basic strategies: (1) direct polymerization of IL monomers, (2) chemical modification of existing polymers. In both approach, a couple of polymerization techniques are comprised, such as conventional and controlled radical polymerizations, ring opening metathesis polymerization, step-growth polymerization, and much more. From a synthetic perspective, each of these strategies as well as the polymerization techniques governs special structural factors of PILs and exhibits different benefits along with limits regarding the molecular design polymers 44 . The polymerization of IL monomers is a practically simple, intuitive, straightforward, and widely accepted approach to prepare PILs in many research groups. Ionic liquid-containing polymers by direct bulk polymerization of N-vinyl imidazoliums were firstly reported by Ohno et al. [START_REF] Ohno | Room-Temperature Molten Salt Polymers as a Matrix for Fast Ion Conduction[END_REF] in 1998. Unfortunately, the ionic conductivity was about 1000 times lower after radical polymerization (from 10 mS cm -1 to 10 µS cm -1 at 60°C for the EVIm + TFSI -system) mainly due to a reduced number of mobile ions. Since then, conventional free-radical polymerization technique 42,44,[START_REF] Ohno | Molten salt type polymer electrolytes[END_REF][START_REF] Nishimura | 15th anniversary of polymerised ionic liquids[END_REF][START_REF] Chen | Polymerized Ionic Liquids: Solution Properties and Electrospinning[END_REF] has been widely used for the preparation of polymerized ionic liquids from mainly styrene derivatives, acrylic/methacrylic ester derivatives, vinyl ethers. In most of the cases, the polymerization process is induced by thermal initiators and usually needs relatively high temperatures (70-80°C) and long reaction times (2-24 h).

Lately, UV photo-polymerization at room temperature has gained significant importance [START_REF] Díaz | Performance of PEMFC with new polyvinylionic liquids based membranes as electrolytes[END_REF][START_REF] Lemus | Endurance strategies for the preparation of high temperature polymer electrolyte membranes by UV polymerization of 1-H-3-vinylimidazolium bis(trifluoromethanesulfonyl)imide for fuel cell applications[END_REF] . This technique is versatile, easy to use, fast (minutes or seconds) and environmentally friendly, as energy consumption is low and there is no emission of volatile organic compounds, as the use of the solvent is almost avoided. Unlike other energy sources for polymerization synthesis, one of the main attractions of UV radiation is that it can be generated from a renewable source, i.e. by using solar ultraviolet lamps, which can be integrated into the future industrial production of polymer membranes from ILs.

Moreover, it enables the full control of the process because the polymerization starts when the light is switched on and stops when the light is cut off. More specifically, the photopolymerization of ammonium and imidazolium RTIL monomers with either acrylate or styrene-based polymerizable groups have been already described for the preparation of dense films (20-200 µm in thickness) after 300 s of irradiation time. However, the in situ polymerization may introduce some impurities into the PILs such as unreacted monomer or initiator which may limit their electrochemical performance [START_REF] Díaz | Performance of PEMFC with new polyvinylionic liquids based membranes as electrolytes[END_REF][START_REF] Díaz | Highly conductive electrolytes based on poly([HSO3-BVIm][TfO])/[HSO3-BMIm][TfO] mixtures for fuel cell applications[END_REF] .

Following this approach, all solid state proton conductive films have been recently prepared in our group [START_REF] Lemus | UV polymerization of room temperature ionic liquids for high temperature PEMs: Study of ionic moieties and crosslinking effects[END_REF] by UV photo-assisted (l=365 nm for 15 min) polymerization of commercially available ammonium and imidazolium RTILs with vinyl-based reactive groups. Among the tested, the poly[1-(3H-imidazolium)ethylene] bis(trifluoromethanesulfonyl)imide with 2.5 mol.% of divinylbenzene as cross-linker represents the optimal tradeoff between conductivity and mechanical properties.

Similarly, Ortiz et al [START_REF] Díaz | Performance of PEMFC with new polyvinylionic liquids based membranes as electrolytes[END_REF][START_REF] Wojnarowska | Conductivity Mechanism in Polymerized Imidazolium-Based Protic Ionic Liquid [HSO3-BVIm[END_REF] have recently reported the fuel cell performance of PILs based on 1-(4sulfobutyl)-3-vinylimidazolium trifluoromethanesulfonate] with divinylbenzene (10 mol.%) as a cross linker. Such electrolyte membrane showed a maximum power density of 33 mW cm -2 at 25 °C under non-humidified conditions, but performance declined at temperatures above 50 °C due to the membrane softening (Tg around 10 °C). PIL-PBI electrolyte blend membranes with adequate thermal and mechanical stability have been successfully prepared from poly(diallyl dimethyl ammonium trifluoride methane sulphonate) [START_REF] Rewar | New approach of blending polymeric ionic liquid with polybenzimidazole (PBI) for enhancing physical and electrochemical properties[END_REF] . The maximum proton conductivity and power density values of blended membranes, upon phosphoric acid doping, were 70 mS cm -1 at 150 O C and 515 mW cm -2 at 160 °C, respectively. It is noteworthy to underline that the electrochemical performance of such blended PIL-PBI membranes is strongly dependent on the phosphoric acid uptake values.

PEMs based on porous membranes

Yamaguchi's group [START_REF] Yamaguchi | Polymer Electrolyte Membranes with a Pore-Filling Structure for a Direct Methanol Fuel Cell[END_REF] The use of highly porous PBI membranes has been already described for PEMFC applications 31, 70, 78- 81 . Owing to their higher specific surface area for acid doping or conducting phase embedding, the overall electrolyte performance is notably increased. Jheng et al [START_REF] Jheng | A novel asymmetric polybenzimidazole membrane for high temperature proton exchange membrane fuel cells[END_REF] Porous PBI +PIL [START_REF] Lemus | Endurance strategies for the preparation of high temperature polymer electrolyte membranes by UV polymerization of 1-H-3-vinylimidazolium bis(trifluoromethanesulfonyl)imide for fuel cell applications[END_REF] 1-H-3-vinylimidazolium bis(trifluoromethanesulfonyl)imide
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200 300 -There is a challenging need for immobilizing ILs in solid devices for material applications while keeping their specific properties. Supported Ionic Liquid Membranes (SILM), widely used for gas separation, has been scarcely attempted for FC applications [START_REF] Van De Ven | Ionic liquid doped polybenzimidazole membranes for high temperature Proton Exchange Membrane fuel cell applications[END_REF][START_REF] Eguizábal | Nanostructured electrolyte membranes based on zeotypes, protic ionic liquids and porous PBI membranes: Preparation, characterization and MEA testing[END_REF][START_REF] Eguizábal | Protic Ionic Liquids Confinement in Macro, Meso and Microporous Materials for Proton Conduction[END_REF] . This approach relies on RTILs immobilization in the pores of a porous support by capillary forces. Although the negligible protic ionic liquid vapor pressure alleviates one of the problems associated with traditional SILMs, namely liquid volatility; expulsion of the liquid from the membrane pores is a major concern. A proper design of the support, with sub-micron pores, combined with an ionic liquid having high surface tension leads to SLIMs with adequate physical stability for applications involving moderate to high trans-membrane pressures [START_REF] Hopkinson | The bubble point of supported ionic liquid membranes using flat sheet supports[END_REF] . Fabricating a polymeric container with an optimized pore architecture is extremely essential [START_REF] Liang | Porous polymer electrolytes with high ionic conductivity and good mechanical property for rechargeable batteries[END_REF] since the performance of PEM based on immersing a porous support into ILs, mainly depends on the porous structure. Thus, the present thesis for HTPEM aims to improve both, the ion conductivity and the dimensional stability of the PIL supported membranes by a proper design of the porous architecture.

Microsieves

Microsieves are a special type of screen filters. Introduced in 1998 by Kuiper et al [START_REF] Kuiper | Development and applications of very high flux microfiltration membranes[END_REF] microsieves have been growing steadily in application span. The main feature of a microsieve is the presence of welldefined, straight pores that go through the film. This porosity is characterized by a well-defined pitch, a narrow pore size distribution, and consistent pore shape [START_REF] Bikel | Polymeric microsieves via phase separation microfabrication: Process and design optimization[END_REF] . we have recently fabricated PBI microsieves in our group by using microtransfer moulding [START_REF] Eguizábal | Pt based catalytic coatings on poly(benzimidazole) micromonoliths for indoor quality control[END_REF] .

Microtransfer molding technique (µTM)-Photolithography:

Photolithography relies on the chemical change in a photoresist upon exposure to light, affecting, for example, the solubility of the resist. A schematic representation of photolithography is depicted in [START_REF] Bikel | Polymeric microsieves via phase separation microfabrication: Process and design optimization[END_REF] .

In microsieve fabrication, phase separation occurs in two stages: vapor induced (VIPS) and liquidinduced phase separation (LIPS) [START_REF] Gironès | Polymeric microsieves produced by phase separation micromolding[END_REF] . 1. Vapor-induced phase separation (VIPS), also called "dry casting" or "air casting". Evaporation of the solvent will result in a dense or porous product depending on the polymer and the used solvent(s) mixtures; the vapor may contain water or organic solvent molecules that may be absorbed by the casted film and will influence the porosity of the product. 2. liquid-induced phase separation (LIPS, mostly referred to as "immersion casting" or "wet casting". During phase separation(Figure 1.14.B), the film solidifies, shrinks in both thickness and lateral directions [START_REF] Bikel | Shrinkage effects during polymer phase separation on microfabricated molds[END_REF] . Shrinkage of the polymer film in thickness allows the pillars to penetrate the entire film and leads to the formation of uniform pores [START_REF] Bikel | Polymeric microsieves via phase separation microfabrication: Process and design optimization[END_REF] . Shrinkage in lateral directions leads to detachment of the film from the pillars, which makes it possible to (easily) peel off the film (Figure 1.14.C) from the mold 91 . Virtually every polymer/solvent combination that is suitable for phase inversion can be used for PSμF, with the only requirement that shrinkage in both thickness and lateral direction must take place. The necessity for natural gas (methane, CH 4 ) is growing and that there is a rising need to develop the ability to upgrade subquality gas reserves, which manage to exist in relatively low quantities in remote zones. The global utilization is above 3.1 trillion cubic meters (110 trillion standard cubic feet) for every year, and is certainly the major industrial gas separation application. Fourteen percent of U.S. natural gas comprises additional N 2 , and cannot be shipped to the national pipeline without treatment. Upgrading this natural gas could allow access to an estimated 10 trillion scf (standard cubic feet per day) additional natural gas in the USA alone [92][93][94] .

Methane is produced from biodegradable waste anaerobic degradation in landfills and its major portion is comprised of CH 35 , electrolysis and electrochemical sensors 100 .

Ionic liquids for gas separation

Not only Ionic liquids have been potentially used in chemical synthesis and catalysis, but also for gas separation processes, since their use as unique performing materials for vast different applications 41,101 . From the literature, it has been recommended that ILs can be used as replacement solvents due to many advantages like lower energy demand for regeneration and negligible vapour pressure, which reduce the environmental issues concerning their use as solvents in gas absorption processes over traditional amine-based gas absorption 102 .

The anions of ILs have more influence on gas solubility 103 since gas molecules have a larger affinity for anion versus cation associations 104 . The anion effect on solubility was also examined through molecular dynamics 105 , and the anion-gas molecule interactions were indicated to be the strongest solvation forces present. The bis(trifluoromethylsulfonyl)imide (TFSI) anion generally exhibits the best CH 4 selectivity 106 and have high overall CH 4 permeability 103 .

The effect of different functional groups, such as alkyl, ether, hydroxyl, nitrile, and fluorine, on the gas solubility properties of ILs has also been thoroughly studied 107 . It was found that increasing the gas solubility with increasing the cation alkyl side length, likely by increasing the existing volume for gas molecules thanks to a decrease in cation-anion interactions 108 .

Polymeric ionic liquid based membranes for gas separation

The performance of PILs as gas separation membranes was initially presented by Camper et al 109 .

With CO 2 , CH 4 and N 2 solubility data and from the solution-diffusion mass transfer mechanism, permeabilities of immobilized ILs were calculated by decreasing the gas diffusion coefficients by following orders of magnitude, in a trial and error method. 

Supported ionic liquid membranes (SILMs)

The combination of ILs with membranes for gas separation is a relatively new concept developed in the last 15 years 111 . Many different types of membranes and membrane processes containing ILs have been reported, including supported IL membranes (SILMs), polymerized ionic liquid (PIL) membranes, polymer/IL gel membranes, as well as membrane absorption using membrane contactors (MCs) using ILs as absorbents.

A supported (or immobilized) liquid membrane (SLM) is a nondispersive-type liquid membrane, in which the liquid-phase selective material is immobilized in the pores of a porous support by capillary forces. If an IL is used in SLMs, the membranes are called Supported ionic liquid membranes (SILMs) 50 .Gas transport in an SLM involves three steps, as shown in Figure 1.16, gas molecules from feed side dissolve in the liquid phase of the SLM, diffuse through the SLM, and release to the permeate side of the SLM. The development of SILMs has received a recent boost mainly due to their easy preparation and versatility. Owing to the comparatively high viscosity of ILs compared to conventional solvents generally used in SILMs, the preparation method of SILMs plays a key role in liquid phase immobilization and thus in membrane stability. Three techniques have been mostly used to prepare SILMs, such as direct immersion/soaking, pressure method, and vacuum method. The main generally used method of preparing SILMs is soaking a porous support in the desired IL for few hours. Since ILs have relatively high viscosity and negligible vapor pressure, application of vacuum is normally applied to eliminate gas bubbles in resulting membranes. Toward the end of all these three procedures, excess IL is removed from the SILM surfaces either by leaving to drip overnight or by wiping with a soft tissue paper. The amount of IL impregnated in the porous membrane support can be determined gravimetrically by weighing the membrane before and after immobilization 98 .

According to the Young-Laplace equation, smaller pore sizes ensure higher SILM stability, as higher pressure is needed to push the ILs out of the pores. As a higher porosity generally leads to a higher IL content in the SILM, pore size is also one of the significant concerns for membrane stability. Mostly, membranes with a pore sizes in the range 100-200 nm are used to prepare SILMs 50 .

Zhao et al. 112 . systematically examined the liquid loss mechanism of SILMs, and they discovered that the liquid loss of SILMs could be attributed to two factors: membrane compression and IL extrusion from the large pores. Hence, by selecting an appropriate pore size for the porous support, the membrane system can bear a trans-membrane pressure up to 7.0 bar 113 . Several studies have examined the long-term stability of SILMs. For example, Scovazzo et al. reported SILMs without the loss of performance over more than 100 days 114 , and Hanioka et al. reported that their SILM showed 260 days of stable operation 115 . Most of the reported SILMs were prepared using microfiltration membranes as porous supports and operated under relatively low trans-membrane pressures. As reducing the pore size will enhance SILM pressure resistance, nanofiltration membranes have also been investigated as porous supports for SILMs. Experimental results showed that ILs do not discharge from the nanofiltration membrane structure even under a trans-membrane pressure up to 10 bar, suggesting that SILMs based on nanofiltration supports may be used for practical applications at relatively high pressures.

The effects of various operational parameters (e.g., moisture, temperature) on the separation performance of these SILMs have been thoroughly explored [116][117] . It has been noticed that overall, SILMs have long-term stability performance at low feed pressures but become unstable at high pressures. If the transmembrane pressure difference exceeds the capillary forces holding the IL in the porous material, the SILM membrane may crash as the ILs will be driven out of the porous support. Moreover, the permeability of gases normally increased with increasing temperature thanks to the strong temperature-dependency of the IL viscosity. Furthermore, reactive gas solubility usually decreases (Henry's Law constant increases) significantly with increasing temperature compared to other gases, leading to lower selectivity values at higher temperature.

Wickramanayake et al 118 . prepared hollow-fiber SILMs using [C 6 mim][TFSI] and two commercially available polymers (Matrimid 5218, and Torlon 4000T) 118 . The results revealed that the drop in selectivity may be due to the fact that gas diffusion dominates at high temperatures. Moreover, the increasing temperature decreases the stability (i.e. by decreasing the surface tension) and the membranes may have formed pinholes.

The permeability of methane and other gases through some recently reported SILMs based on imidazolium cation, TFSI anion RTILs and the respective support materials are summarized in Table 1.9. 

Chapter-2 Objectives and thesis outline

Objectives:

This thesis aims to develop membranes suitable for high temperature applications, in particular two different applications:

1. Electrolyte membranes for High temperature Proton Exchange Membranes for fuel cells (HTPEMFCs).

2. Gas separation membranes for methane upgrading. Special emphasis will be devoted to the study of membrane architecture (asymmetry, porosity, and connectivity), ionic liquid composition, casting solution formulation, membrane processing and posttreatments, and scalable manufacturing process.

In the case of electrolyte membranes for HTPEMFCs, It is of great importance to fabricate highly conductive electrolyte membranes capable to operate above 120°C under anhydrous conditions and in absence of mineral acids, without sacrificing the mechanical behavior. The main objective of this part is the consecution of high temperature proton exchange membranes (HTPEMs) with enhanced physicochemical, mainly thermal and mechanical, and electrochemical properties for applicability at temperatures above 120 °C under dry conditions. The consecution of a polymeric container with optimized pore architecture is extremely essential since the performance of PEM based on immersing a porous support into ILs, mainly depends on the porous structure. Therefore, the research efforts aims to improve both, the ion conductivity and the dimensional stability of the PIL supported membranes by a proper design of the porous architecture. For a proper consecution of the objectives, the experimentation has been systematically performed according to the following activities:

i.

Preparing different type of porous Polybenzimidazole(PBI) microsieves as supports.

ii.

Incorporation of the proton conductor by filling PBI supports with protic ionic liquids and in situ polymerization by UV radiation, also the addition of cross-linker agent is attempted.

iii.

Electrochemical and physico-chemical characterization of the PIL-PBI membranes.

iv. Evaluation of the performance by intercomparison and discussion on the basis of the state of the art.

In the field of gas separation, the investigation has been merely focused on the study of single gas permeation properties of the PIL-PBI membranes, specifically designed for proton transport. Thus, the permeability of supported ionic liquids based membranes (SILMs) has been measured for methane, hydrogen, carbon dioxide and nitrogen as a function of temperature. The CH 4 /N 2 separation performance of the prepared SILMS has been assessed by comparison with recent publications on separation technologies for landfill gas recovery and natural gas upgrading. For a proper consecution of the objectives, the experimentation has been systematically performed according to the following activities: 

Introduction

The current movement towards sustainable and more efficient power production has shifted the bias from the conventional fuels and internal combustion engines and increased the interest on alternative fuels and power sources 1 .

The Polymer Electrolyte Membrane Fuel Cell (PEMFC) is considered one of the most promising alternative power sources especially for sub-megawatt scale applications 2 . In particular, the fuel cell (FC) operation at high temperature is desirable since at temperatures over 120 °C overcome most of the functional problems currently associated with proton exchange membrane fuel cells (PEMFCs) such as catalyst CO poisoning, water management, efficiency (polarization effects and electrochemical reaction rates), and cogeneration possibilities are greatly improved. In this high temperature scenario, the most important challenges are mainly related to the electrolyte performance and durability. Polymer based electrolyte membranes have been actively investigated over the last years for the development of new generation of proton exchange membranes (PEMs) adequate for high temperature applications [3][4][5][6] . Among those, poly-benzimidazole (PBI) has received a lot of attention because of its excellent chemical and thermal stability. Generally, PBI is used in thermal protective clothing and fire blocking applications. In particular, acid doped PBI membranes have been recognized as promising PEM materials operating at high temperatures [7][8][9] . More specifically, phosphoric acid doped PBI membranes [10][11][12][13][14] exhibit excellent adequate proton conductivity, mechanical properties and fuel cross over behavior. However, pyrophosphoric acid formation 12 , catalyst deactivation due to the adsorption of phosphate anions 15 and carbon support corrosion 16 remains as the main shortcomings. Ionic liquids (ILs) are becoming progressively in valuable materials for electrochemical applications 17- 20 due to its unique properties such as negligible vapour pressure, thermal stability and nonflammability, combined with high ionic conductivity and wide electrochemical stability window.

Room temperature ILs (RTILs) exhibits the melting point near or below room conditions and the ionicity higher than 99%. Accounting from the huge diversity of cation and anion combinations, they are recognized as multipurpose materials on the basis on their tunable physico-chemical properties (thermal and chemical stability, volatility, conductivity, polarity, melting point, viscosity, density etc.). In particular, thermal stability and non-volatile character of ILs outstands as the main advantages compared to mineral acid dopants. Some previous works deal with the incorporation of ILs and mineral acid (if applicable) at different molar composition on the PBI casting solution [21][22][23][24][25] . Of course, the key point is the miscibility between the IL and the polymer. Among those, the contribution from Liu et al. 24 on diethylmethylammonium trifluoromethanesulfonate -PBI blends outstand in terms of ionic conductivity; reaching values above 20 mS cm -1 at 160 °C. So far, the attained results are revealed inadequate in terms of electrochemical and/or durability performance for practical fuel cell operation. At temperatures above 100°C, migration of IL towards the cathode by electro-osmotic drag was confirmed by Mamlouk et al 25 on composite diethlyamine bisulphate/sulphate -PBI membranes under polarization conditions.

There is a challenging need for immobilizing ILs in solid devices for material applications, while keeping their specific properties. Supported Ionic Liquid Membranes (SILM), widely used for gas separation 26 , has been scarcely attempted for FC applications [27][28][29] . This approach relies on RTILs immobilization in the pores of a porous support by capillary forces. Although the negligible protic ionic liquid vapor pressure alleviates one of the problems associated with traditional SILMs, namely liquid volatility; expulsion of the liquid from the membrane pores is a major concern. A proper design of the support, with sub-micron pores, combined with an ionic liquid having high surface tension leads to SLIMs with adequate physical stability for applications involving moderate to high trans-membrane pressures 30 . In PEMFCs, polymer membranes swelled with protic ionic liquids suffer from the hydro-dynamical solvation phenomenon which limits the lifetime of the cell 31 .

Polymerization of RTILs emerges as an attractive alternative in terms of safety, stability and mechanical properties. Polymeric ionic liquids (PILs) [32][33][34][35][36][37][38][39] retain some of the unique properties of IL, such as thermal stability, tunable solution properties and chemical stability, which when combined with intrinsic polymer properties are anticipated to offer more advantages than ILs. Depending on the structure of the backbone of PILs, namely polycation or polyanion, the ionic conductivity will be associated with the transport of the counter-anions or counter-cations respectively. Free radical polymerization of RTILs monomers by photochemical initiation is very attractive due to the short reaction time and ambient working temperature. However, the in situ polymerization may introduce some impurities into the PILs such as unreacted monomer or initiator which may limit their electrochemical performance. Following this approach, all solid state proton conductive films have been recently prepared in our group 37 by UV photo-assisted (l=365 nm for 15 min) polymerization of commercial available ammonium and imidazolium RTILs with vinyl-based reactive groups. Among the tested, the poly[1-(3H-imidazolium)ethylene] bis(trifluoromethanesulfonyl)imide with 2.5 mol.% of divinylbenzene as cross-linker represents the optimal tradeoff between conductivity and mechanical properties. Similarly, Ortiz et al [40][41] have recently reported the fuel cell performance of PILs based on 1-(4-sulfobutyl)-3-vinylimidazolium trifluoromethanesulfonate] with divinylbenzene (10 mol.%) as cross linker. Such electrolyte membrane showed a maximum power density of 33 mW cm -2 at 25 °C under non-humidified conditions; but performance declined at temperatures above 50 °C due to the membrane softening.

Another popular strategy, named ion gels, consists in the formation of a three-dimensional network with percolates throughout the IL 38,42 . The resulting gel type polymer electrolyte can be prepared from using not only PILs but different type of polymeric matrices leading to organic, inorganic or nanocomposite ionogels. Following this approach, composite electrolyte membranes based on the polymeric ionic liquid matrix from 1-(4-sulphobutyl)-3-vinylimidazolium trifluoromethanesulphonate and its analogue non-polymerizable ionic liquid 1-(4-sulphobutyl)-3-methylimidazolium trifluoromethanesulphonate, have been developed for PEMFC applications 43 . Stable electrolyte membranes containing 10 wt% of the ionic liquid showed the highest conductivity of 293 mS/cm, and the best FC performance, with a peak power density of 49 mW cm -2 at 40 °C without external humidification. However, their mechanical and dimensional stability is not adequate for high temperature PEMFC application. PIL-PBI electrolyte membranes with adequate thermal and mechanical stability have been successfully prepared from poly(diallyl dimethyl ammonium trifluoride methane sulphonate) 44 . The maximum proton conductivity and power density values of blended membranes, upon phosphoric acid doping, were 70 mS cm -1 at 150 O C and 515 mW cm -2 at 160 °C, respectively. It is noteworthy to underline that the electrochemical performance of such blended PIL-PBI membranes is strongly dependent on the phosphoric acid uptake values.

Unlike previously, our approach relies on the use of porous PBI matrix as poly-ionic liquid container.

The underlying rationale is based on the pore-filling electrolyte membrane concept proposed by Yamaguchi for fuel cross-over suppression on direct methanol fuel cells 45 . Fabricating a polymeric container with an optimized pore architecture is extremely essential 46 since the performance of PEM based on immersing a porous support into ILs, mainly depends on the porous structure. Thus, the present work aims to improve both, the ion conductivity and the dimensional stability of the PIL supported membranes by a proper design of the porous architecture.

The wide spectra of porous polymers applications in membrane science have encouraged an intense research on reliable fabrication methods for preparation of porous polymer membranes with specific pore architecture. In particular, the fabrication of porous PBI membranes by phase inversion method, by leaching out a porogen and track-etching has been already described in the literature for FC applications 27,29,39,[47][48][49] . Recently, asymmetric porous PBI membranes prepared by soft-template method using 1-ethyl-3-methylimidazolium bis(trifluoromethanesulfonyl)imide as porogen has been described by Hsu et al. 48 . Maximum proton conductivities above 60 mS cm -1 at 160 °C were attained by highly porous PBI membranes (83.1 vol%) upon phosphoric acid doping (23.6 as doping level).

However, high porosity usually leads to the decrease of tensile strength 46,48 . In general, the mechanical properties are often sacrificed to obtain sufficient conductivity, which hinders the large scale commercialization of reliable PEMs for high temperature applications. Our group 39 In this work, the developed electrolyte membranes are composed of two materials: an inert PBI microsieve having straight pores on the micrometer scale (20 µm, aspect ratio 1) and 36% in porosity; and 1-H-3-vinylimidazolium bis(trifluoromethanesulfonyl)imide ionic liquid that fills the pores and polymerizes inside the pores of the PBI substrate. The filling poly-ionic liquid exhibits proton conductivity and the PBI skeleton provides the mechanical reinforcement. During the past years, unconventional nanofabrication techniques, principally moulding, embossing and printing related techniques have cemented the route for 2D and 3D polymer structures with micrometer and nanometer sized topographies 50 . Among those, microtransfer moulding 51 has proved successful for the fabrication of the herein proposed PBI microsieves. Compared to sponge-like supports, the PBI microsieve would facilitate the electrolyte filling. Furthermore, enhanced conduction performance would be expected as the effective pathways become shorter 28 . To the best of our knowledge, the combination of PBI microsieves and PIL has not been attempted before for high temperature PEM applications. Thus, a comprehensive physico-chemical characterization of such novel ion conducting membranes, including the modification by crosslinking is accomplished and compared with published results for similar single components.

Experimental

Materials

All chemical reagents and solvents listed in the following were used as received: Poly[2,2´-(mphenylene)-5,5´bibenzimidazole] (PBI Fumion APH Ionomer, Mw 59,000-62,000, Fumatech), LiCl(99 wt%, Sigma-Aldrich),1-H-3-vinylimidazoliumbis(trifluoromethane sulfonyl)imide (98 wt%, SOLVIONIC), Divinylbenzene (80.0 wt%, Sigma-Aldrich), 2-hidroxy-2-methylpropiophenone (97.0 wt%, Sigma-Aldrich), N,N-dimethylacetamide (99.8 wt%, Aldrich).

PBI solution preparation

2 g of PBI Fumion powder, 0.01 g of LiCl (as a stabilizer), and 9.3 g (40 mL) of N,N-dimethylacetamide (DMAc) were mixed in the autoclave then dissolved under autogenous pressure at 240 °C for 48 h to obtain the starting PBI solution of 5 wt% in DMAc. 

Fabrication of PDMS molds

Fabrication of PBI microsieves by microtransfer moulding technique

The PBI microsieves were prepared by transferring the pattern on the PDMS back into a replica of the original SU-8 master by the solution casting method. The starting PBI solution (5 wt%) was further diluted with DMAc to improve the conformational wetting and ensure the complete filling of the PDMS mold. The final PBI solution, once sonicated, was cast onto PDMS mold lying in the oven tray at 60 °C and perfectly aligned with the horizontal axis to ensure a homogeneous coverage (step

S1 S2 S3 S4 S8 S7 S6 S5 PBI PDMS Si SU8 PD SU8 unexposed S7
). After casting, DMAc was evaporated by natural convection from 60 to 90 °C at 5 °C/30 min. Finally, the system was kept at 90 °C for 12 h to ensure the solvent evaporation by forced convection and the fabricated PBI microsieve was spontaneously released from the elastomeric PDMS support (step S8).

The resulting microperforated PBI foil was immersed in boiling deionized water for 5 hours to remove LiCl and final drying is applied at 110 °C/50 mbar to remove all the traces of the solvent. The thickness of the as prepared samples was measured with Baxlo 4000/FILM precision micrometer with an accuracy of 1 micron.

Preparation of PEMS

Fabrication of pure PIL and PIL-1%CL

4.0 g of monomer was heated at 50°C, stirring constantly. Subsequently, 1 mol. % of crosslinker was added (i.e. 17.3 mg) and the contents were thoroughly mixed. Finally, 2 wt % of photo-initiator was added (i.e. 28.8 mg). Casting of pre-polymer solution was made on Teflon plates (see Figure 3.2), previously heated at 50°C. The plates were placed under a 365 nm UV lamp at the sample surface and exposed for 2h. Then, the plate was removed and then the solid film was carefully peeled off from the Teflon surface by inserting a clean blade and kept in a dry place. Pure PIL films were similarly prepared from a casting solution without CL agent. In this 'Well method' (Fig 3 .3), membrane placed on the Teflon's well (chamber) which is heated previously at 80ᴼ C with MIL and 2 wt% of photo-initiator was added. The plates were placed under a 365 nm UV lamp at the sample surface and exposed for 2h. Then, the plate was removed and then the PIL-SPBI membrane was carefully peeled off from the Teflon surface by inserting a clean blade and kept in a dry place. It was impossible to obtain homogeneous membranes with this method.

Preparation of reinforced PIL electrolytes on PBI microsieves

Hence, in a next attempt INFILTRATION method has been carried out. PBI microsieves were infiltrated with the monomeric ionic liquid (MIL) 1-H-3-vinylimidazolium bis(trifluoromethane sulfonyl)imide (see Figure 3.5) based on earlier efforts in our group [28][29]39 .

Considering the rheological similarities between MIL at 100 °C and the MIL: Acetone (1:10 v/v) solution, 8.6 mPa.s at ambient conditions; the latter has been extensively used in this work for the PBI pores filling for the sake of simplicity. Besides, the cross-linker agent and the photo initiator are soluble in acetone. photoinitiator (2 wt%, referred to the MIL), and divinylbenzene as crosslinker(from 0.2 mol.% up to 1 mol.% referred to the MIL), if applicable, was prepared. Afterwards, the solution to infiltrate was dropped on the membrane top surface at room temperature while dry N 2 was sweeping the bottom surface. Subsequently, the MIL and cross-linking agent (if applicable) reacted inside the pores of the porous PBI substrate by exposure to UV light (365 nm, Vilmer Lourmat lamp) with an intensity of 2.4 mW /cm 2 at the sample surface for 2 h on each side. After polymerization, the electrolyte membrane was gently wiped from any residuals with lab paper and removed from the device with the help of razor blade.

The amount of the electrolyte in the final PIL-SPBI membranes was experimentally determined by weight differences before and after introducing PIL and also by TGA analysis. These values were compared with those theoretically calculated from the pore volume of the PBI container and the estimated PIL density values: 2.2, 2.3, 2.56 and 2.7 g/cm 3 for PIL-0%CL, PIL-0.2%CL, PIL-0.5%CL and PIL-1%CL respectively. Theoretical PIL (%) was calculated using following equation. '%"#$%%*%%+ (%'%"#$%*%+) , %'%"-#%(1 . +) %*%100

Preparation of phosphoric acid doped PBI meicrosieve

Piece of straight porous PBI membrane having thickness of 19 µm was doped with phosphoric acid by immersion in 11M H3PO4 for 24h. Removed the excess of acid by tissue and kept in the oven for 24h at 80ᴼ C. The phosphoric acid uptake values here reported have been calculated by weight difference between doped (W2) and undoped (W1) membrane respectively according to following Equation.
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Characterization methods

Porosity

The porosity of the as prepared PBI microsieves was determined by a Helium displacement pycnometer (MicroMetrics AccuPyc 1330) equipped with 1 cm 3 sample module and reproducibility typically to within ±0.01% of the nominal sample capacity. The herein reported porosity values were evaluated from PBI microsieves above 30 cm 2 in surface area (i.e. above 100 mg). Porosity calculated using following equation.
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SEM characterization

Morphology, thickness, pore size, and periodicity of the as prepared SPBI membranes and homogeneity of the SPBI-PIL membranes have been studied by scanning electron microscopy SEM (FEG INSPECT 50).

Contact angle measurements

Procedure: 6 uL MilliQ water/MIL as drop volumen for contact angles measuments on dense and straight porous PBI surfaces. The measurements are perfomed on 5 different positions on the polymeric surface according to sessile drop method using the CAS20 instrument.

Viscosity measurements

The rheological properties of mIL at a different temperature, in addition, the mixture of IL: Acetone

(1:10 v/v) at RT was measured using Rheometer-Physica UDS 200.

ATR-FTIR Spectra Measurements

ATR-FTIR analyses (VERTEX 70 equipment with microscope slide MKII Golden Gate ATR from 4000 to 600 cm -1 , 256 scans and resolution of 0.05 cm -1 ) were performed at room temperature to asses about the photopolymerization evolution and to investigate any possible changes on: i) the protonation site of the poly-cationic, i.e. poly[1-(3H-imidazolium)ethylene] backbone; ii) the vibrational spectrum of the trifluoromethane sulfonyl)imide anion due to ionic interactions; and, iii) the hydrogen bonding interactions between the benzimidazole from the PBI and the poly[1-(3Himidazolium)ethylene]bis(trifluoromethanesulfonyl)imide. The degree of polymerization was evaluated by using the following expression, where I1662 / I1627 ratios before and after UV exposure are compared 52

Thermal studies

Thermogravimetric analysis (TGA) was carried out using a Q500 IR TA instrument to evaluate the composition and thermal behavior of the as prepared PIL-SPBI membranes with and without cross linker. Studies were conducted using 4-5 mg samples, in the temperature range from room temperature to 900 °C at a controlled heating rate of 2°C /min under an inert atmosphere (N 2 ).

Mechanical properties
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The mechanical properties of the as prepared membranes were analyzed by extensional rheology to specify the mechanical behavior, i.e. Young modulus and tensile stress, as a function of the crosslinker content. This analysis was carried out using a rheometer MCR 301 (Anton Paar) equipped with the Universal Extensional Fixture UXF12. The temperature was controlled at 25 °C with a CTD180

Peltier system. The samples tested were 4x1cm 2 rectangles cut in different parts of the membranes.

For a given membrane composition, the mechanical properties result from the average of at least 3 different samples.

Proton conductivity

Electrochemical properties of all the samples with and without cross linker were studied by Impedance Spectroscopy (EIS) using an Agilent 4294A Precision Impedance Analyzer from 40 Hz to 110 MHz with 500 mV test signal. Thus, the proton conductivity was accordingly calculated following the procedure already described in our previous works 29,37,39,47 . For every membrane code, 3 different samples were measured and the average value was considered. From conductivity performance, the apparent activation energy was evaluated assuming an Arrhenius type dependance 25,39 . The proton conductivity was calculated according to the following equation. 

G>FH5I7AJA7B%(K) = L MN

Where σ is the proton conductivity in mS. cm¯¹, z is the membrane thickness (the distance between the electrodes) in cm, and R and A are the obtained resistance in Ohm and electrodes surface area cm² (0.618) , respectively.

The apparent activation energy (Ea) for all samples was estimated from conductivity measurements using the following equation.

EFK = .O8 MP , EFKQ

Where σ is the proton conductivity in mS cm-1, R is the universal gas constant (8.314J mol ¯¹K¯¹) and T is the absolute temperature in K.

Results and discussion

Fabrication of PBI microsieves by micro transfer moulding technique

Using P20 Mold

The succesful preparation of PBI microsieves mainly relies on the wetting properties of the PDMS mold with the casting solution. Thus, the effect of PBI concentration in the final DMAc solution was firstly investigated on the P20 mold wetting. Accordingly, the original PBI solution of 5 wt% was further diluted up to 0.75 wt%, by adding respective amounts of DMAc to identify the maximum PBI concentration for conformational pore filling of the P20 mold. At least, for preparing homogeneous PBI microsieves with pores connecting both sides, the total amount of PBI should not exceed the nominal value, i.e. 120 mg, corresponding to a microsieve thickness equal to the height of the PDMS pillars (i.e. 20 μm for P20 mold). After several attempts (see Table 3.4), it was found that the formation of the desired microperforated PBI membranes starts when then PBI concentration in the casting solution was 0.85 wt%. The attained thickness for the PBI microsieve foil (4 inch in diameter) by using 75 mg of PBI in the casting solution; namely, 8.9 g of the casting PBI-DMAc solution 0.84 wt% was 16.5±0.9 µm.

Among the tested, the best well-defined and thicker SPBI membranes were obtained using P20-1.5 casting solution conditions. A digital picture of the so obtained microsieve PBI foil is shown in Figure 3.8, where cross section and top surface SEM analyses after release from the P20 mold are also included. As it can be observed, homogeneous and continuous PBI microsieves have been fabricated

without any deformation in the replicated features (see Figure 3.8A). The SEM analysis of P20-open pore surface, cross section images of P20-1.3 and P20-1.5 is shown in Figure 3.9a, 9b and 9c

respectively. The SEM images confirm that the SPBI membrane adopts the cylindrical shape of the soft P20 mold pillars and the pillars perforate through the entire membrane thickness. The replicated pattern on PBI reveals homogeneous periodicity and pore size (Figure 3.9a).

The measured porosity by means of He picnometry, i.e. 36 ± 0.46 %, agrees with the calculated from the SEM images. Obtained average pore diameter for mold side is 18.4µm and for airside the observed pore diameter is slightly lower than mold side i.e. 16.8µm, since the solvent evaporation and peeling process takes place at airside. Cross section images of P20-1.3, P20-1.5, and P20-2.

Using P15 Mold

Following a similar approach, thinner PBI microsieves were also fabricated by replication from P15 mold. Table 3. In the same way, the original PBI solution of 5wt% was further diluted up to 0.44 wt%, by adding respective amounts of DMAc to recognize the limit PBI concentration for conformational pore filling of the P15 mold and for preparing homogeneous PBI microsieves with pores connecting both sides.

It was found that the microperforated PBI membranes start when then PBI concentration in the casting solution was 0.77 wt%. The best well -defined and thicker SPBI membranes were obtained These samples have not been further considered for the purposes of this work due to handling constraints.

Pore filling of PBI microsieves

The protic 1-H-3-vinylimidazolium bis(trifluoromethanesulfonyl)imide monomeric ionic liquid (MIL) has been chosen for the preparation of PIL-SPBI electrolyte membranes accounting from its proton conductivity an based on its high conductivity, low water uptake values as well as thermal stability 37 .

Generally, ILs has a higher viscosity than regular solvents. Additionally, the contact angle (CA) of 1-H-3-vinylimidazoliumbis(trifluoromethane sulfonyl)imide liquid on dense PBI and SPBI membranes was measured. Obtained CA (°) values for MIL were 26.04±0.13 and 23.02±0.11 for dense PBI and SPBI membranes, respectively (see Table 3.5); thus, relatively small compared to water as already reported 30 . These properties make MIL a useful wetting liquid for pore filling.

Table 3.5: Contact angle measurements of wetting liquids on PBI surfaces

The prepared composite PIL-SPBI electrolyte membranes with and without cross-linker are listed in Table 3.6. Membrane P20-1.5-0%CL was fabricated based on the introduction of MIL into SPBI without any cross linker whereas P20-1.5-0.2%CL, P20-1.5-0.5%CL, and P20-1.5-1%CL membranes were based on MIL with 0.2, 0.5 and 1mol.% CL content referred to the MIL) respectively. In order to assess about the conduction performance of PIL-SPBI samples, pure PIL membranes 37,39 without and with 1 mol.% CL, denoted as PIL and PIL-1% respectively; and, phosphoric acid (PA) doped SPBI membrane, denoted as P20-1.5-PA, prepared by SPBI immersion in 11 M acid solution for 24h at 80 °C 47 were also fully studied.

As shown in Table 3.6, the experimental PIL loadings increase with the CL content: from 46.1 % on P20-1.5-0%CL sample in which no CL is present up to 58.5% for P20-1.5-1%CL. This observation is mainly attributed to the PIL values varying from 2.2 to 2.7 g/cm 3 for PIL-0%CL and PIL-1%CL, respectively. In general, the theoretical electrolyte loadings reasonably match with those calculated from gravimetry and TGA measurements.

For non-crosslinked samples, the PIL/PBI wt% ratio derived from TGA experiment, i.e. 0.84 for 36% porosity, also agrees with the previously reported value 39 for PIL supported on randomly porous PBI supports, i.e. 1.95 for 80% porosity. This observation supports the complete pore filling of the PBI microsieve as illustrated on Figure 3 

Morphological study

Morphological analysis of the PBI microsives after electrolyte pore filling is shown in Figure 3.11 and 3.12. The relative high viscosity values of the MIL, i.e 14.3 mPa.s at 50 °C, led to heterogeneous and incomplete pore filling of the PBI substrate by WELL method (see SEM image in Fig 3 .12). This method has not been further considered for the purposes of the pore filling of PBI microsieves. The uniform and complete filling (by infiltration method) of SPBI pores with PIL is the key factor of PEM performances. Thus, surface and cross-sectional images of PIL-SPBI membranes with and without cross linker are displayed in Figure 3.13a to 3.13d. In general, the boundary layer between the PIL and the wall surface of the microporous PBI container is almost indistinguishable, in agreement with the chemical compatibility among both components. However, excess of the electrolyte is appreciated on the top surface P20-1.5-1%CL sample (see Figure 3.13c). This behavior correlates with the electrolyte loadings compiled in Table 3.6, and it is related to the density and solubility of the PIL-1%CL electrolyte that hinders the wiping with acetone after the UV curing.

Finally, the complete and uniform filling of SPBI pores with PIL in absence of cracks and defects is clearly shown in Figure 3.13e, with the SEM image of the curly PIL-SPBI foil at lower magnification (x400).

Spectral analysis

The success in the photo-polymerization of vinyl-polymerizable groups from the ionic liquid has been corroborated by FTIR analysis. Thus, ATR-FTIR spectra of the composite membranes before, denoted as MIL-SPBI, and after UV radiation exposure for 2 h (PIL-SPBI) are provided in Figure 3. The changes upon polymerization were slight broadening of the characteristic band at 1662 cm -1 arising from the -C=C-vibration of the ionic liquid monomer and relative decreases, due to the conversion of MIL to PIL with UV curing time. The degree of conversion of monomeric ionic liquid to PIL was estimated by the intensity ratio I 1662 and I 1700 (used as reference band). Among the tested conditions, the polymerization reactions always succeed due to the MIL conversion was above 89% in all cases. Particularly, a maximum polymerization yield of 97% upon 2 h UV exposure time was registered (Table 3.7), in agreement with previous results 37 . interactions. On the contrary, the PIL-SPBI spectrum in the region 3700-2400 cm -1 is composed of less intense bands at 3565 cm -1 attributed to stretching vibration of isolated non hydrogen bonds N-H group and 3270 cm -1 attributed to the stretching vibration of physisorbed H 2 O•••H hydrogen bonds.

The relatively narrow peak centered at 3155 cm -1 is assigned to the self-associated hydrogen bonded N-H groups and the shoulder at 3059 cm -1 is due to the stretching modes of aromatics CH groups. In the 1800 and 1400 cm -1 region, The very broad band derived from aromatic C=C and C=N stretching modes is approximately centred at 1608 cm -1 for SPBI sample. Besides, the peaks corresponding to the in plane ring vibrations of substituted benzimidazole and imidazole ring breathing are clearly located at 1532, 1442 and 1280 cm -1 respectively. If the imine groups at the imidazole ring of the PBI are protonated 25 , frequency and intensity of some of the ring vibrations could decrease as it is observed in the composite PIL-SPBI sample. These observations support the interactions between the imidazole ring of PBI and the protic PIL.

In summary, the infiltration and polymerization of 1-H-3-vinylimidazolium bis(trifluoromethanesulfonyl)imide are affecting the PBI structure mainly due to: i) the hydrogen bonded N-H groups increase vs. the free isolated ones; ii) the imine group from the imidazole ring is protonated; and iii) the benzimidazole vibration and imidazole breathing are notably suppressed. The small diameter of the semicircle indicates that the polarization resistance is negligible on PIL-SPBI membranes for the tested conditions. Therefore, the electrolyte resistance can found by reading the real axis value at the intercept. As it was expected, the intersections shift to lower values as the temperature increases from 80 °C to 150 °C.

Proton Conductivity of PIL-SPBI electrolyte membranes

Proton conductivity is considered to be a key property of HT PEMs. The proton conductivity of the PIL-SPBI composite electrolyte membranes as a function of temperature, from 70 °C up to 150 °C without humidification is shown in Figure 3.17A, where the conduction properties of pure and 1% crosslinked PIL and phosphoric acid doped PBI microsieve (see Table 3.6) are also included for reference purposes. As it can be observed, all the conductivity values increase with temperature. Pristine PBI microsieve has a negligible conductivity, i.e 0.73 mS•cm -1 at 150°C, and requires intrinsic conductors to facilitate proton transport. The "in situ" polymerization of MIL on SPBI yields to higher proton conductivity values compared to phosphoric acid doping of SPBI: 16.8 mS•cm -1 for P20-1.5-0%CL at 150 °C versus 9.5 mS•cm -1 for P20-1.5-PA at 150°C. It is well-known that the mechanical strength of PBI diminishes upon phosphoric acid doping [10][11][12][13][14] . Thus, the pore filling followed by in-situ The values exhibited by pure PILs are one order of magnitude higher than the registered for the PIL-SPBI composite: 330 mS•cm -1 and 309 mS•cm -1 for PIL and PIL-1%CL vs. 48.1 mS•cm -1 for P20-1.5-0%CL at 150 °C, respectively. Taking into account the porosity (36%) of SPBI membrane and the bulk The proton transport inhibition in ionic 25 and poly-ionic 44 liquids on PBI blends has been already described in the literature. Specially, when the ionic liquid is confined to block copolymer domains 54 , the hydrogen-bond structure of the ionic liquid is clearly affected; and, consequently the proton transport via vehicle and proton-hopping mechanisms. According to our infrared studies, shown in the previous section, specific interactions between the PIL and the PBI negatively affect the dynamics of effective charge carriers and the amount of diffusion-enhancing proton hopping.

Activation energy of PIL, PIL-1%CL, Acid-doped SPBI and SPBI-PIL

The activation energy "Ea" values for proton transport were calculated from the slope of the Arrhenius type plot (see Figure 3.17.B) in the intermediate range with temperature boundary conditions of 70 and 100°C; and high temperature range from 100 to 150°C, respectively. In general, clear linear relationships in both temperature ranges are observed for all the tested membranes.

Compared to the intermediate-temperature region, the estimated Ea values are lower when operating at 100 to 150°C, as expected for anhydrous conditions.

In particular for P20-1.5-PA, the obtained values: 15.6 kJ•mol -1 (70-100°C) and 11.3 kJ•mol -1 (100-150°C), are within the typical range for PBI membranes with similar doping levels.

PIL electrolytes seem quite attractive for HT PEMs applications. In agreement with the previous findings by our group 37 , the lowest E a values, i.e. 15.4 kJ•mol -1 (70-100°C) and 11.5 kJ•mol -1 (100-150°C) correspond to PIL-0%CL due to the number of ion carriers and their mobility is the highest.

For the PIL-1%CL, the E a values increase as expected, i.e. 18.5 kJ•mol -1 (70-100°C) and 12.3 kJ•mol -1

(100-150°C), due to the loss in long-range segmental motion at the expense of better mechanical properties (see section below).

Finally, the calculated Ea (100-150°C) for PIL-SPBI composite, i.e. 12.4 kJ•mol -1 is similar to the exhibited by PIL infiltrated on randomly porous PBI support described in our previous work 39 , i.e.

13.6 kJ•mol -1 . This could imply that the proton transport would be dominated by the same mechanism. Furthermore, these values are also similar to the reported for ionic liquid and PBI blends 22,25,44 . On the basis of the Ea values for pure PIL membranes, 15.4 kJ•mol -1 (70-100°C) and 11.5 kJ•mol -1 (100-150°C), it can be concluded that the PIL-SPBI led to a higher Ea (22.8 kJ•mol -1 (70°-100°C) due to the hopping transport and vehicular inhibition.

Thermal and Mechanical Properties of cross-linked PIL-SPBI electrolyte membranes

The final objective of this work is obtaining PEMs for improving physicochemical, mainly thermal and mechanical, and electrochemical properties for applicability at temperatures above 100°C under dry conditions. predictable, the Young modulus values of the composite membranes are approximately one order of magnitude higher due to the structural support provided by the PBI microsieve 36% in porosity. It is noteworthy to underline that the mechanical properties of reinforced PIL on randomly porous PBI support 85% in porosity, described in our previous work 39 , is comparatively lesser: 0.2 GPa as Young Modulus and 1.3 MPa as tensile strength. Concerning cross linked PIL-SPBI membranes, the moduli and strength increased with the increasing amount of CL agent 44 . The opposite behaviour is for the % elongation at break, due to the glassy nature may be increased with divinylbenzene due to a restriction of the polymer chain motion in the cross-linked network. Figure 3.5.c illustrates the suggested PIL structure for poly[1-(3Himidazolium)ethylene]bis(trifluoromethanesulfonyl)imide. Furthermore, Figure 3.23.B describes the loss in long-range segmental motion as polymer chains become more restricted due to crosslinking effect between polycationic chains 39 .

In summary, a moderate enhancement in both thermal and mechanical stability is attained by crosslinking of the polycationic network.

Electrochemical Properties of cross-linked PIL-SPBI electrolyte membranes

In order to investigate the tradeoff between thermal/mechanical and electrochemical properties of cross-linked samples, the influence of CL (divinylbenzene) on the proton conductivity was carefully studied. Thus, the conduction performance of PIL-SPBI membranes as a function of CL content, from 0% to 1% mol, was investigated up to 150°C under anhydrous conditions. As shown in Figure 3.20, the appearance of the as prepared membranes before and after the electrochemical characterization remains unaltered.

The temperature dependence of proton conductivity for the cross linked PIL-SPBI membranes is shown in Figure 3.21.A. As expected for all the membranes, the proton conductivity increased with temperature in the studied range. The maximum conductivity of P20-1.5-0.2%CL membrane is 42.2 mS•cm -1 at 150 °C, lower than the membrane without CL (48.1 mS•cm -1 at 150°C). The conductivity was dropped slightly as the CL amount was increasing from 0.2 to 0.5 mol.% which reflects the important role of the divinylbenzene in the chemical structure of the PIL-SPBI membrane. A further decrease in conductivity in PIL-SPBI membrane as the CL amount increased 0.5% to 1 mol. %. The maximum conductivity of P20-1.5-0.5%CL and P20-1.5-1%CL membranes is 38.8 and 35.5 mS•cm -1 respectively at 150°C. The above results signify that the mobility of proton is somewhat affected by the cross linker amount. This indicates that minor amount of cross linker hinders (Figure 3.23.B) the proton mobility by reason of the loss in the long-range segmental movement of polymeric chains.

Besides, the cross linker divinylbenzene is a weak electrochemical in nature. On the other hand, the thermal and mechanical properties decreases upon decreasing the cross linker amount (see Table 3.4). 

Stability

In addition, conductivity measurements were prolonged up to 50 h for durability purposes (see Table 3.6). Therefore, as soon as the membrane conductivity was firstly estimated according to Figure 3.21A protocole, it was kept for 50h at 150°C. The maximum decline in conductivity is 9.6%, 8.9%, 6.5% and 1.5% for P20-1.5-0%CL, P20-1.5-0.2%CL, P20-1.5-0.5%CL, and P20-1.5-1%CL respectively. Figure 3.20 shows the pictures of the prepared PIL-SPBI membranes before and after conductivity measurements. Before testing, see Figure 3.20: a-d, all membrane surfaces appeared relatively light yellow which indicates a successful polymerization. The level of shininess between the membrane's two sides was decreased with the cross linker amount. All the membranes were free standing films and handled without any difficulty; although the cross-linked PIL-SPBI membranes behave mechanically better than P20-1.5-0%CL. Upon durability test, see Figure 3.20: e-h, the membrane surface revealed unaffected in terms of cracks and defects. However, the membrane surface in contact with the measuring annular electrodes is clearly drawn on P20-1.5-0%CL and P20-1.5-0.2%CL samples in accordance to their comparatively lower Young modulus value (see Table 3 As a result, the optimal formulation as tradeoff between proton transport and mechanical properties corresponds to P20-1.5-1%CL (see Figure 3.22). Among the tested, the P20-1.5-1%CL membrane outstands as the optimal tradeoff between proton transport (53. In order to elucidate the effects of PIL crosslinking in the PIL-SPBI membranes, the activation energy for proton transport was evaluated. The analysis of the apparent Arrhenius-type activation energies (Ea) for proton transport in two different temperature windows are on the basis of temperature dependence presented in Figure 3.21.C and Table 3.9. 

C (mS/cm)

Activation Energy

All the tested showed similar temperature dependent conductivity (see Figure 3 Indeed, Figure 3.24 presents comparative FTIR spectra obtained from the PIL-SPBI composites to distinguish significant differences due to crosslinking and PBI confinement. Comparison of spectra for PIL-SPBI composites reveals that they are almost indistinguishable. However, the appearance change in the peak centered at around 762 cm -1 , assigned to the vibration of SNS from [TFSI], when compared to pure PIL, is likely due to the hydrogen-bond structure previously described. Similar interactions have been proposed for PBI with 1-hexyl-3-methylimidazolium trifluoromethanesulfonate 22 and with the poly(diallyl dimethyl ammonium trifluoride methane sulphonate) 44 ; and for doped polyaniline films with 1-ethyl-3-methylimidazolium trifluoromethanesulfonate ionic liquid 56 . bis(trifluoromethanesulfonyl)imide in the surface layer would be affected by the substrate wall-fluid interactions. These interactions slow down the proton transport dynamics and so the viscosity in the surface layer is expected to be high 11 .

On the contrary, the properties of molecules inside the inner layers would be only controlled by the interactions among the polycationic chains and the free anions (see Figure 3.23.B). As a consequence, the viscosity in this layer is expected to be lower; and correspondingly, higher proton conductivity. Such a description would be reasonably accepted for the macroporous support herein studied with 15-17 µm as pore size. However, the PIL in the confined geometry experimentally behaves clearly different. In this chapter, a novel asymmetric PBI matrix has been designed and used as a skeleton for the ILbased electrolyte membrane. The selected porous PBI architecture plays a key role to satisfy both mechanical and handling requirements and also to provide efficient proton transport through the heterogeneous media. The use of highly porous PBI membranes has been already described for PEMFC applications [1][2][3] . Owing to their high specific surface area for either acid doping or conducting phase embedding, the overall electrolyte performance was notably increased. Jheng et al 3 . proposed highly porous (83.1 vol.%) asymmetric PBI supports through a soft-templating method using 1-ethyl- to drain out from the membranes after long-time operation 4 . In this respect, polymerization of ILs emerges as an attractive option for ILs based PEMs in terms of safety, stability and mechanical properties. Polymeric ionic liquids (PILs) [5][6][7][8][9][10] are likely to provide a continuous route with ionic character, and at the same time retain some of the unique properties of ILs. Among others, the thermo-chemical stability and tuneable solution properties combined with the intrinsic polymer properties, are expected to offer additional benefits compared to classical ILs. Free radical polymerization of ILs monomers by photochemical initiation is a very attractive option owing to the short reaction time and ambient working temperature.

Very recently, our group 1 has investigated the in-situ UV polymerization of 1-H-3-vinylimidazolium bis(trifluoromethanesulfonyl)imide [HVIm][Tf 2 N] onto a highly random porous PBI sponge-like support (above 75 vol%) achieving conductivity values above 300 mS cm -1 at 200 °C under anhydrous conditions. Unfortunately, the excellent conduction performance was hampered by the brittleness of the membranes. This finding was in line with previously reported studies confirming that high porosity leads to a decrease of both storage modulus and tensile strength 3,[11][12] . Similar drawbacks are commonly alleviated by using supports with optimized pore architecture. In particular, better PIL filling and enhanced conduction would be expected with a pattern of perforated macropores having straight well defined geometries, as the effective pathways become shorter compared to porous supports with random pores shapes, sizes and locations. A feasible solution relies on the application of microsieves. This type of porous materials were introduced over a decade ago 13 , and since then, the span of their applications has been growing steadily, e.g. in micromechanics, microelectromechanical systems, biochips, microreactors, and several types of sensors [14][15][16] . The main features of microsieves rely on the presence of straight-through, high density, uniform and wellordered pores between 0.5 and 10 µm in diameter [17][18] .

Over the last decade Wessling group [19][20][21] has extensively developed phase separation micromolding (PSµM) techniques for the preparation of microsieves based on polymethylmethacrylate, polycarbonate, polystyrene, polyvinyldifluoride, polyimide, polylactic acid or polyaniline with tunable porosity, using either hard or soft structured molds. In PSµM, the phase separation of a polymer solution is combined with replication of structures on a micro-to submicrometer scale. In this way,

PSµM not only expands the range of available materials applicable in microfabrication, but also offers the possibility to introduce intrinsic porosity in polymer films. Compared to the thermally induced PSµM process progressed by Vogelaar et al 22 , in liquid induced phase separation micromolding (LIPSµM), the phase separation proceeds mainly through an exchange of solvent and non-solvent taking place between the polymer solution and the coagulation bath 17,22 . In a step further, the manufacturing of membranes with a variety of pore sizes (down to only 0.2 µm)using just single mold has been fully investigated by using solvent-shrinkage approach .

Herein, we propose an innovative HTPEM concept consisting of hierarchically structured PIL channels embedded in a HPBI microsieve. Although at first sight, the intrinsic porosity of the HPBI support may seem useless or even unwanted, the inner surface created by the intrinsic porosity enable for ionic liquid confinement and offers additional pathways for proton transport through the PIL network. Furthermore, such intrinsic porosity might offer a solution for problems derived from both the fluidity and poor mechanical strength of PILs. Our rationale is mostly based on the synergic combination of both PBI and PIL emerging materials together with sustainable and easy scaling-up of membrane technologies. Such PIL-HPBI electrolyte membranes are expected to retain the advantageous features (fast infiltration process and high network connectivity) of both perforated straight pores and intrinsic random of the HPBI microsieves. Compared to sponge-like supports or dense PBI microsieves, better performance is expected for such PIL-HPBI electrolytes since higher and well-connected PIL loadings are achievable without sacrificing the mechanical resistance. Thus, a comprehensive physicochemical and electrochemical characterization of these proton conducting membranes, before and after cross-lining has been accomplished up to 200 °C under anhydrous conditions. Particular emphasis is devoted to the analysis of the skin layer effect and to the influence of PBI pore architecture on the exhibited conduction performance.

Experimental Section

Materials

All chemical reagents and solvents listed hereafter were used as received: poly[2,2-(m-phenylene)-5,5-bibenzimidazole] (PBI Fumion APH Ionomer, Mw 59,000-62,000, Fumatech), LiCl (99 wt%, Sigma-Aldrich), poly(vinylpyrrolidone) (PVP) K30 (M w = 40000, Fluka), PVP K90 (M w = 360000, Fluka), 1-H-3vinylimidazoliumbis(trifluoromethane sulfonyl)imide (98 wt%. SOLVIONIC), divinylbenzene (80.0 wt%, Sigma-Aldrich), 2-hydroxy-2-methylpropiophenone (97.0 wt%, Sigma-Aldrich), N-methyl-2pyrrolidone (NMP anhydrous, 99.5 wt%, Sigma-Aldrich).

Structured molds

The structured Si molds were prepared by photolithographic techniques and cryogenic deep reactive ion etching (DRIE) on the Si wafer according to method published elsewhere 23 . Three molds with different pillar dimensions were used as substrates in order to tune the membrane pore dimeter and skin layer thickness to get suitable microsieves for PEMs preparation. The dimensions of used molds are described in Table 4.1. Mold P and P1 had uniform pyramid shaped pillars with base diameter of 8µm and 10µm with height of 20 µm and 18 µm respectively. Mold C had uniform cylindrical shaped pillars with base dimeter of 8µm with height of 20 µm. In all molds pillars were placed in every 15 µm, center to center (periodicity).

PBI solution preparation

PBI was used as a polymer for membrane fabrication. Polymer solutions were prepared according to a protocol published in the literature 1 , by mixing 4.5 g of PBI powder, 1 g of LiCl, 1 g of PVP K30, 1 g of PVP K90 and 42.5 g of NMP at 175 °C for 24 h, to obtain polymer solutions with 15% wt. of solids. Different types of hierarchically structured PBI (HPBI) microsieve supports were fabricated by adjusting the casting distance (see Table 4.2). In fact, the nomenclature adopted for microsieve description includes the casting distance value. 

(A) (B) (C) (D)

Polymer electrolyte membranes preparation

Polymer electrolyte membranes (PEMs) were prepared by infiltration of PBI with monomeric ionic liquid (MIL) 1-H-3-vinylimidazolium bis(trifluoromethane sulfonyl)imide (H-VIM TFSI) as previously published by our research group 1 (see Figure 4.3). 

Transmission Electron Microscopy (TEM)

Membranes were embedded in epoxy resin, and ultrathin slices (~ 50 nm thick) were cut with an ultramicrotome (Leica EM UC7) at room temperature. The as-prepared slices were placed on TEM copper grids with carbon film, and analysed by Transmission Electron Microscopy (Tecnai T20 -FEI Company) at a working voltage of 200kV. TEM Bright Field Images were acquired with a sidemounted Veleta CCD Camera.

Infrared Spectroscopy (FTIR)

ATR-FTIR analyses (Bruker VERTEX 70 with Golden Gate ATR from 4000 to 600 cm -1 , 256 scans, and resolution of 4 cm -1 ) were performed at room temperature to monitor the photo-polymerization reaction and to investigate any possible changes on: i) protonation site of the poly-cationic backbone, i.e. poly[1-(3H-imidazolium)ethylene]; ii) vibrational spectrum of trifluoromethane sulfonyl)imide anion originating from ionic interactions, and iii) hydrogen bonding interactions between the benzimidazole groups in PBI and the poly[1-(3Himidazolium)ethylene]bis(trifluoromethanesulfonyl)imide.

Thermogravimetric analyses (TGA)

Thermogravimetric analyses (Q500 IR TA instrument) were used to evaluate the composition and thermal behaviour of PIL-HPBI membranes with or without any cross-linker. Studies were conducted with 4-5 mg samples, in the temperature range from 25° C to 900 °C with a heating rate of 2°C/min under N 2 atmosphere.

Mechanical properties

The Young's modulus and tensile strength of the PIL-HPBI (P1-9-25µm) membranes were analyzed by extensional rheology (Anton Paar rheometer MCR 301 equipped with Universal Extensional Fixture UXF12). The temperature was controlled at 25 o C (CTD180 Peltier system). The tested samples (4x1 cm 2 ) were cut in different areas of the membranes. For a given membrane composition (cross-linker amount), the mechanical parameters values result from the average of at least 3 different samples.

Impedance spectroscopy

Proton conductivity of membranes prepared with and without any cross-linker was measured by electrochemical impedance spectroscopy (ESI-Agilent 4294A precision impedance analyzer in the range 40 Hz-110 MHz). Membranes were sandwiched between two gold electrodes and resistance through the plane was measured in anhydrous conditions, using high purity N 2 (> 99.998%) as a sweep gas (100 cm 3 STP/min). Measurements were performed every 10°C from 70 °C to 200 °C in a closed home-made stainless-steel conductivity cell PTFE lined inside provided with annular gold electrodes (11 mm outlet and 6.5 mm inlet diameter), as described in our previous works [25][26] . Proton conductivity (σ in mS•cm -1 ) was calculated from measured resistance values (R in Ohms) using the equation σ = z/RA where z is the membrane thickness in cm, and A is the electrodes surface area in cm 2 . Electrolyte resistance was derived from the real impedance-axis intercept of the Nyquist plot (Figure 4.4). The activation energy for ionic conduction was calculated assuming Arrhenius-type dependence. 

Results and Discussions

Fabrication of Hierarchical PBI microsieves (HPBI) by LIPSµM

The main characteristics of the prepared microsieves are presented in Table 4.3. Both the macropores height and total thickness of the asymmetric HPBI microsieve mainly depend on the casting distance (cd). Accordingly, the cd was altered between 3 and 25 µm above pillar level. The skin layer thickness increases with increasing cd and the nominal macropore height (~19.5 µm) could be obtained when cd exceeds 15 µm. Moreover it has been found out that the obtained porosity depends on the skin layer thickness (Table 4.3) and it decreases for thicker skin layers. The highest porosity (~ 60%) was obtained for membranes with almost no skin layer (P-3µm and P-5µm). However, these membranes have not been used further due to handling constraints. In comparison, mechanically more stable membranes, i.e. P-15µm and P-25 µm, exhibit a porosity of 46.1%, 42.5 %, respectively.

Pyramidal type pillar structured Si-mold and SEM images of the as-prepared HPBI microsieves (air side, mold side and cross-section with intrinsic pores of 50-100 nm are displayed in Figure 4.5. It must be noted that the straight-through macropores are generated by pillar perforation of the Simold, while the small (intrinsic) pores result from the phase inversion process 21,23 . Prepared microsieves required to fulfill some criteria to be counted mechanically stable: easy peeling from mold without deformation of the replicated microstructure, flexibility, thickness and low brittleness during processing 21 . HPBI microsieves from C mold resulted in tearing at the edge of the filed. Since, the aspect ratios enhance in C, the molds turn into more fragile at the regions that undergo higher stress upon release and lower lateral shrinkage , as a result pyramidal pillars are 

Pore filling -PIL uptake

Due to its high proton conductivity, low water uptake values and high thermal stability 1 , the monomeric ionic liquid (MIL) 1-H-3-vinylimidazolium bis(trifluoromethanesulfonyl)imide has been selected as a precursor for the preparation of PIL-HPBI composite membranes. The reported contact angle value for PBI films 27 was (26° ± 0.13) which makes the MIL an appropriate wetting liquid for efficient pore filling. The MIL viscosity was 14.3 mPa at 50 °C and 8.6 mPa at 100 °C27 . Therefore, the infiltration process was conducted at 100 °C for ensuring complete pore filling. The nomenclature adopted for the electrolyte membrane description includes both the HPBI microsieve code and the CL percentage in the MIL solution. Thus, P-25µm-0%CL and P-15µm-0%CL membranes were prepared by the introduction of MIL into P-25µm and P-15µm microsieves respectively, without any cross-linker. On the other hand, P-25µm-0.2%CL, P-15µm-0.2%CL and P-25µm-0.5%CL, P-15µm-0.5%CL and P-25µm-1%CL, P-15µm-1%CL membranes were based on MIL with 0.2, 0.5 and 1.0 mol % CL respectively. In order to evaluate the influence of PBI pore architecture on PIL uptake and conduction properties, PIL samples supported either on randomly porous PBI (PIL/RPBI-1%CL) supports or on dense PBI microsieve (PIL/SPBI-1%CL) were separately prepared according to our previous works 1,27 . Finally, in order to assess the electrochemical performance of PIL-PBI PEMs, phosphoric acid (PA) doped P-25µm membrane (denoted as P-25µm-PA) was prepared by HPBI immersion in 11 M phosphoric acid solution for 24h at 80 °C, and was also studied. Table 4.4 shows that the PIL uptake depends on the PBI support porosity and architecture in the range from 46 % to 87 %. When considering P-15µm and P-25µm microsieves, the experimental PIL content values (based on gravimetry and TGA measurements-if applicable) were always higher than theoretical values with the exception of 1%CL samples. This phenomenon was probably caused by difficulty in wiping the excess of viscous PIL from the membrane surface. It has been confirmed

that the amount of PIL uptake into the HPBI microsieves after the crosslinking procedure is lower than in the absence of any CL. This effect is mainly attributed to the restriction of relatively high viscous MIL+CL mixture which limits its infiltration into the intrinsic porosity of the HPBI supports. In fact, this intrinsic porosity of the support is 4.7-5.2 folds higher than its nominal macroporosity, i.e.

7.4 vol% (Table 4.3).

SEM analysis of PIL-HPBI PEMs is displayed in 

Thermal and mechanical stability of PIL-HPBI membranes

An important design criterion for HT PEMs is their thermal stability. Figure 4.10 shows the TGA and DTG thermograms of both pure PIL and composite PIL-HPBI membranes. The first weight loss, registered at temperatures below 200 °C corresponds to both residual water and traces of the photoinitiator (4.5 to 8.9 wt %). The pure PIL decomposition is centred at around 405 °C (weight loss between 315 to 450 °C). On the other hand, the decomposition of PIL inside the porous HPBI matrix takes place within a wider temperature range, i.e. 320 -540 °C. It can be observed that the onset temperature for decomposition is also shifted to higher values for cross-linked membranes (particularly with 0.5 and 1%CL). In addition, a distinctive shoulder at temperatures above 440 °C, and up to 510 °C is observed for all composite samples, whatever the CL content. This behaviour is attributed to hydrogen bonding interactions between PIL and the confining PBI matrix, already evidenced by FTIR (Figure 4.9). In general, the obtained thermograms are in good agreement with those described in the literature for PEMs containing PBI and IL/PIL [1][2][29][30] . All the composite PIL-HPBI membranes are stable up to 300 °C, which is far above the operating temperature for HT PEMFCs. The mechanical properties of the composite PIL-HPBI membranes were measured at ambient RH and 25 °C (see Table 4.5). The strain-stress curves (see Figure 4.11), show that all the PIL-SPBI membranes exhibited a glassy nature. As essential requirements for practical operation of PEMs rely on their mechanical stability, both high storage modulus and low swelling values are pursued 31 . Our aims is to improve the dimensional stability issues related to PIL-based membranes by using HPBI microsieves as structural supports.

The pristine HPBI microsieve, i.e P-25µm sample, appears quite rigid with Young's modulus and tensile stress about 0.2 ±0.021 GPa and 0.9±0.7 MPa, respectively. However, both parameters are notably improved upon in situ polymerization of ionic liquid moieties. Thus, the evaluated Young's modulus of P-25µm-0%CL was 0.9 ± 0.04 GPa, which is more than 4 folds higher than the reported values for pure PIL 1,7 . Furthermore, the mechanical strength of composite PIL-HPBI membranes increased moderately (77% in Young modulus and 112% in tensile stress) when cross-linking the polycationic network.

Among the tested samples, P-25µm-1%CL membrane presented the maximum Young modulus and tensile stress of 1.6 ± 0.02 GPa and 5.3 ± 0.5 MPa, respectively. These values are 8 times higher in Young modulus and more than 4 times higher in tensile stress than those for PIL supported on randomly porous PBI (85% in porosity) 1 , denoted as PIL/RPBI-1%CL. These values are also clearly superior to the characteristic values for acid-doped PBI 30 and Nafion115 32 membranes. Above all, the mechanical behaviour of P-25µm-1%CL sample was clearly outstanding during handling and assembly of the electrochemical cell. 30 ; *** Pristine HPBI microsieve as reference.

Electrochemical performance of PIL-HPBI electrolytes

Crosslinking effect

The proton conductivity measured for all the composite PIL-HPBI membranes as a function of temperature is presented in Figure 4.12A. Measurements performed for the pristine HPBI microsieve under anhydrous conditions confirmed its negligible conductivity, i.e. 0.73 mS•cm -1 at 150 °C. As can be seen, the proton conductivity increases with temperature. This phenomenon is associated with the viscosity reduction of the poly cation (poly[1-(3H-imidazolium)ethylene) 29,33 . The proton conductivity of P-25µm-0%CL membranes increases from 22.2 mS•cm -1 to 69.6 mS•cm -1 when temperatures increases from 70 to 150 °C, respectively. These values are 5-6 times higher than those registered for phosphoric acid doped HPBI membrane (σ = 4.3 mS•cm -1 to 13.2 mS•cm -1 in the same temperature range). In addition, it has been reported that the phosphoric acid doping diminishes the mechanical strength of PBI [34][35][36][37] . Hence, prefilling HPBI supports with MIL followed by its in-situ polymerization enables the synthesis of proton conducting phosphoric acid-free electrolyte membrane operating at 150 °C under anhydrous conditions. An increased amount of CL generates a significant decrease in the proton conductivity. For the P-25µm-0.2%CL membrane, the maximum proton conductivity at 150 °C was 61.9 mS•cm -1 ; whereas at the same temperature, the P-25µm-0.5%CL and P-25µm-1%CL membranes exhibited proton conductivity values limited at 54.7 mS•cm -1 and 47.3 mS•cm -1 , respectively. These results could be explained by the effect of more a pronounced cross-linking resulting in restrict chain mobility and in the corresponding proton-conduction ability of the PEM 1,[38][39] . Moreover, the cross-linker itself, i.e. divinylbenzene, is weak electrochemical in nature.

For the sake of further investigation of the proton conduction properties, activation energy (Ea) for proton transport was evaluated by using Arrhenius type dependence (see Figure 4.12.B and Table 4.6). As expected, due to the loss in long-range segmental motion, Ea slightly increases with the percentage of cross-linker, ranging the values from 17.1 kJ•mol -1 for P-25µm-0%CL up to 21.8 kJ•mol -1 for P-25µm-1%CL. The values are also comparable with those reported for ionic liquid and PBI blends [29][30]40 . In general, all the composite membranes showed performance decay with time on stream; however the effect was more pronounced over non cross-linked samples. The maximum decline in conductivities, ~10.5%, was registered for P-25µm-0%CL; whereas, for P-25µm-1%CL the decrease 

Influence of skin layer thickness

For a better insight on the proton transport controlling step through PIL immobilized on asymmetric HPBI microsieves, the proton conductivities of PIL-HPBI obtained from P-15µm microsieves, with 11 µm thick skin layer, were also evaluated (see Figure 4.16). As evidenced, proton conductivity increases with temperature and is also higher for membranes prepared without any CL. The same trend was observed for thicker P-25 µm based membranes.

As shown in Figure 4.16.A, the conductivity values of PIL-HPBI membranes, for a given CL content, decrease when the skin layer thickness increases. At 150 °C, the proton conductivity of the P-15µm-0%CL membrane (73.5 mS•cm -1 ) is about 4 mS•cm -1 higher than the value measured for the P-25µm-0%CL membranes with 21 µm thick skin layer. These experimental results could be correlated to the PIL content in the electrolyte membranes: 67.4% for P-15µm-0%CL vs. 63.3% P-25µm-0%CL. However, it is well known that the overall performance of composite electrolytes is strongly affected not only by the content but also by the distribution of the proton conducting phase within the membrane. Thus, for a better understanding, the activation energy for proton transport was also compared (see Figure 4.16.B and Table 4.6). Whatever the skin layer thickness of the HPBI microsieve support, the obtained Ea values are rather similar. In the case of P-15µm based membranes, the Ea values are 16.8 and 20.6 kJ/mol for P-15µm-0%CL and P-15µm-1%CL respectively; thus rather similar to those measured for P-25µm derived membranes (17.1kJ/mol for P-25µm-0%CL and 21.8 kJ/mol for P-25µm-1%CL). conductivity values at the expense of improved mechanical properties. According to the above results, the optimal PIL-HPBI formulation as trade-off between proton transport and mechanical resistance corresponds to P-25µm-1%CL.

Effect of the membrane architecture: comparison between randomly and straight porous PBI supports

Different approaches have been attempted by our group 7,27 to fabricate PIL-based electrolyte membranes, able to transport H + ions under anhydrous conditions and in absence of mineral acids without sacrificing the mechanical behaviour. Our rationale is mainly focused on the selection of the PBI container with adequate pore architecture to improve both the proton transport and the dimensional stability at elevated temperatures. In this chapter, the influence of PBI architecture on proton conductivity has been comprehensively examined for the poly[1-(3Himidazolium)ethylene]bis(trifluoromethanesulfonyl)imide based electrolytes with 1% CL content.

The Nyquist plots of all the samples exhibited a compressed arc in the high-frequency region and an inclined straight line indicating that an ion diffusion process at the electrode-electrolyte interface plays an important role (see Figure 4.17 Among the tested samples, the PIL/RPBI-1%CL electrolyte membrane is the most attractive with a conductivity value as high as 140 mS•cm -1 . This outperforming behaviour is not only attributed to the high pore volume of the support, providing PIL uptake values up to 86.5 wt % but also to the relevant connectivity of its channels formed during the phase inversion process. Unfortunately this architecture does not provide enough mechanical strength for practical operation.

On the other hand, the conductivity values for PIL/HPBI-1%CL (early referred as P-25µm-1%CL) increased from 47 to 85 mS•cm -1 as the temperature increased from 150 to 200 °C. Compared to perforated dense microsieves, i.e. PIL/SPBI-1%CL with 53 mS•cm -1 at 200 °C, the proton transport is faster for hierarchical microsieves in spite of lower PIL amount. This result is attributed both to the higher surface area provided by hierarchical microsieves and to the porous network connectivity at the macropore/intrinsic bulk porosity interface (see Figure 4 The detailed analysis of the apparent Arrhenius-type activation energies for the three different PBI supports is presented in Figure 4.18.B. The Ea for proton transport via PIL moieties embedded in HPBI support is the highest 20.2 kJ/mol, followed by SPBI and RPBI matrix with 13.4 kJ/mol and 12.1 kJ/mol respectively. This finding corroborates our hypothesis suggesting that proton transport through the intrinsic porosity of the skin layer is the rate controlling step for conduction (see section 3.4.2). examined. AFM 2D topography of both HPBI and RPBI (used as reference) supports are compared in The evaluated roughness values, in the range of a few tens of nanometers, are summarized in Table 4.7. From these results, it can be concluded that HPBI and RPBI supports exhibit similar surface topology on their both sides. The microstructure of HPBI and RPBI supports were also analysed by TEM for a proper assessment on their pore connectivity through the membrane. The resulting images of the cross-section structure are shown in 

Introduction

The request for natural gas (methane, CH 4 ) is growing worldwide and there is a rising need to develop methods for upgrading subquality gas reserves, which exist in relatively low quantities in remote zones. The global utilization of methane is above 3.1 trillion cubic meters (110 trillion standard cubic feets) each year, and is certainly one of the most challenging industrial application for gas separation membranes. Nitrogen (N 2 ) and carbon dioxide (CO 2 ), two common components in natural gas producing basins, are non-combustible contaminants that typically must be eliminated before gas can be marketed. Fourteen percent of U.S. natural gas comprises additional N 2 , and cannot be shipped to the national pipeline without treatment. Removal of this N 2 could allow access to an estimated 10 trillion scf (standard cubic feet per day) additional natural gas in the USA alone [1][2][3] .

Membrane-based nitrogen separation has a promising market in smaller natural gas operations, where cryo-genic distillation is uneconomical. In general glassy polymers are N 2 -permeable, while rubbery polymers are CH 4 -permeable 2 . For a gas mixture contaning 10% N 2 in CH 4 , a membrane with a N 2 /CH 4 selectivity of 17 is required to achieve attractive separation in a single stage, but the best N 2 -selective membrane currently known has a selectivity of 12.5 (but very low permeability value, i.e. 0.8 Barrer according to Ohs et.al 4 ), which is far below the value required; this is why CH 4permeable membranes are used for this separation. For a gas mixture contaning 10% N 2 in CH 4 , Baker 3 has shown that a membrane with a CH 4 /N 2 selectivity of ~ 6, however there are no membranes that can achieve such performance [1][2] . The best CH 4 -selective membrane (Polyamidepolyether copolymer-PEBAX 2533) currently known has a CH 4 /N 2 selectivity of 4.2 with 20 barrer permeability of CH 4 . A process involving CH 4 -permeable rubbery membranes process remains the most feasible, though it requires considerable recompression of the permeate gas for delivery to the pipeline 2 . Baker 1 stated that recompression cost is not high enough to significantly impact on the process economics.

Membrane-based CO 2 separation has been pursued with particular focus on ionic liquid membranes, which differ from polymers in that they separate gases by differences in sorption rather than by diffusion rates 2 , however there are no studies focused on CH 4 upgrade/separation using ionic liquid membranes. Ionic liquids (ILs) are salts that are liquid at, or near, room temperature. They have received significant attention in recent years due to several unique and favorable properties, such as their negligible vapor pressures and high solubility for organic and inorganic species. Knowledge on the solubilities and diffusivities of gases in ionic liquids (ILs) is important for the design of absorption processes, such as the gas sweetening process. The solubilities of carbon dioxide (CO 2 ), methane (CH 4 ), ethane (C 2 H 6 ), nitrogen (N 2 ) and oxygen (O 2 ) in several ILs have been studied intensively [5][6] .

From these solubility studies, it was found that methane is 10 times more soluble than nitrogen 7 .

Hence, instead of focusing on gas separation through polymeric membranes, we take an advantage of the ionic liquid's common 'concept of solubility' in the membrane.

Supported ionic liquid membranes (SILMs) strongly decrease the possible displacement of the liquid phase from the membrane pores through solvent evaporation, but also correspond to more stable membranes due to both high ILs viscosity and strong capillary forces between the IL and the supporting membrane 6,8 . The most commonly used ILs are those with cations composed of imidazolium (IMIM) or pyridinium (Py) rings attached with one or more alkyl groups, because of their low melting points and stability under a wide range of conditions. Commonly used anions includes halide ions, tetrafluoroborate ([BF4]), hexafluorophosphate([PF6], and bis(trifluoromethylsulfonyl)imide anion ([TFSI) 9 . In this work, ILs with a cation based on the IMIM ring and anion based TFSI were chosen to fabricate SILMs, due to their good chemical and thermal stabilities and their extensive characterization in the literature [10][11] . These ionic liquids have also been used extensively in SILMs and CO 2 gas separation applications with promising results [12][13][14] and are considered as suitable candidates for SILMs development.

The incorporation of poly(ionic liquids) (PILs) in porous membranes was proposed as a solution to overcome the shortcomings of SILMs, in particular their stability affected by the IL leaching from the pores either at high temperatures or increasing pressure gradient across the membrane, which inhibit their practical use in gas separation processes. Researchers have prolonged the IL field to PILs to address the concerns about SILM operating stability and long-term performance 15 . PILs are ILs that contain a polymerizable functional group, such as a double bond. Polymerization of this functional group can result in the stringing together of long polymer chain structures, resulting in a dense polymer membrane that is linked chemically with an IL. In addition, the polymerization phase transition from liquid to solid state effectively improves the stability of the IL membranes 8,[15][16] .

Polybenzimidazoles (PBIs) are well known for their outstanding thermal stability, often exhibiting glass transition temperatures greater than 400°C in addition to flame retardance and chemical stability. Owing to these characteristics, they are promising materials for gas separation membranes that can be used at high temperatures 17 . PBI shows high selectivity for H 2 among the gases typically found in a reforming gas mixture (e.g., CO 2 and CH 4 ), and in other high-temperature gas separations.

However, PBI has very low gas permeability (often leads to low membrane flux) because of the carbon chain rigidity and strong intermolecular hydrogen bonding, which produce a dense packing structure [18][19] .

Among large diversity of ILs, those based on the TFSI anion with imidazolium cation typically present a higher permeability of CH 4 20-21

. So far, all the reported SILMs (based on IMIM cation and TFSI anion) were prepared with the aprotic ILs 14,[22][23][24] . Unlike previously, our approach relies on the use of protic ILs i.e. IMIM cation without alkyl group at position 1 (R-N) but with acidic 'H' (H-N).

Herein well as the influence of changing the temperature.

Experimental Section

Materials

All chemical reagents and solvents listed in the following were used as received: Poly[2,2-(mphenylene)-5,5bibenzimidazole] (PBI Fumion APH Ionomer, Mw 59,000-62,000, Fumatech), LiCl(99 wt%, Sigma-Aldrich),Poly(vinylpyrrolidone) K30 (Mw=40000,Fluka), Poly(vinylpyrrolidone) K90 (Mw=360000, Fluka), 1-H-3-methylimidazoliumbis(trifluoromethane sulfonyl)imide (98 wt%, Solvionic), 1-H-3-vinylimidazoliumbis(trifluoromethane sulfonyl)imide (98 wt%, Solvionic), Divinylbnzene (80.0 wt %, Sigma-Aldrich), 2-hidroxy-2-methylpropiophenone (97.0 wt% Sigma-Aldrich), N-methyl-2Pyrrolidone (NMP anhydrous, 99.5 wt%, Sigma-Aldrich).

Polymer solution preparation

PBI was used as polymer for the membrane fabrication. Polymer solutions were prepared based on previous recipe developed in our group 11 . 11.5g of PBI powder, 1.5g of LiCl, 1.5g of PVP K30, 1.5g of PVP 90K and 84 g NMP were mixed at 175 °C for 24h to obtain 16% wt. of solids in polymer solution.

The Polymer solution was then allowed to degas for two hours to ensure that all air bubbles were removed from the solution. Addition of PVP and LiCl, controls macrovoids formation upon phase separation process and stabilizes the polymer solution respectively.

Randomly porous PBI membranes: by phase inversion method

A schematic overview of the phase inversion process is depicted in The membranes were peeled off from the plate. Subsequently solidified PBI supports were immersed in ethanol for 30 min, followed by hexane for 30 min, to make sure entire removal of water. Finally to remove all volatiles, membranes were sandwiched between two glass plates at 150

°C in an oven. 

Fabrication of supported ionic liquid membranes (SILMs)

Randomly porous PBI (RPBI) membranes were infiltrated with ionic liquids based on earlier efforts in our group 11 . Three types of SILMs have been fabricated. The schematic illustration of the infiltration protocol is shown in Figure 5.2.

A) RPBI/IL: First of all, the protic ionic liquid (IL) 1-H-3-methylimidazolium bis(trifluoromethane sulfonyl)imide (H-MIM TFSI) was heated up to >55 °C to melt the salt, and then RPBI membrane was dried for both water and organics removal at 120 °C and under 100 mbar of vacuum. Subsequently membrane was placed under vacuum for 1h to remove air bubbles and guarantee the monomer filtration through RPBI membrane. The infiltration process was conducted by pouring the IL on the PBI support surface at 170 °C and under vacuum of 160 mbar. After that, the membranes were removed out from the filter holder and the excess of IL on the membrane surface was wiped off with a tissue. B) RPBI/MIL: the monomeric ionic liquid (MIL) 1-Vinyl-3H-imidazolium bis(trifluoromethane sulfonyl)imide (H-VIM TFSI) was heated up to 50 °C to melt the salt, and the above infiltration procedure was followed. C) RPBI/PIL: the monomeric ionic liquid (MIL) 1-Vinyl-3H-limidazolium bis(trifluoromethane sulfonyl)imide was heated up to 50 °C to melt the salt, afterwards 1 mol% ( referred to the MIL) of divinylbenzene (crosslinker-CL) was added and the mixture was thoroughly mixed. Subsequently, the above infiltration process was conducted. After that the membranes were removed out from the filter holder and excess of MIL on the membrane surface was wiped off with a tissue. A photo peaks and valleys. RMS is calculated as the Root Mean Square of a surface, measured from microscopic peaks and valleys. Ra and RMS were calculated using following equations.
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The roughness profile contains N ordered, equally spaced points along the trace, and yi is the vertical distance from the mean line to the i th data point.

Infrared Spectra Measurements

ATR-FTIR analyses (Bruker VERTEX 70 equipped with Golden Gate ATR from 4000 to 600 cm -1 , 256 scans and resolution of 4 cm -1 ) were performed at room temperature to assess about the photopolymerization evolution in RPBI/PIL SILMs, and to investigate any possible interactions between the benzimidazole from the RPBI and the poly[1-(3H-imidazolium)ethylene] bis(trifluoromethane sulfonyl)imide.

Thermal studies

Thermogravimetric analysis (TGA) was carried out using a Q500 IR TA instrument to evaluate the composition and thermal behavior of the as prepared SILMs. Studies were conducted using 4-5 mg samples, in the temperature range from room temperature to 900 °C at a controlled heating rate of /min under an inert atmosphere (N 2 ).

Gas solubility and diffusion coefficient experimental measurements

The CO 2 and CH 4 gas solubility, characterized by the Henry's law constant, and diffusion coefficient in the H-VIM TFSI were estimated according to a classical protocol published in the literature 25 . The schematic representation of the experimental set-up is shows in Figure 5.3. Firstly, the gas compartment (GC) was purged with the selected gas. Afterward, a mass of solvent of about 0.5 g, was placed in the absorption compartment (AC) with valve 3 closed. Then, GC was pressurized until a constant value of pressure of the pure gas, and afterward valve 1 and 2 were closed. After opening valve 3, the gas was expanded to the AC, and the pressure decay was followed in the system using a pressure transducer (Druck, PDCR 910 model, England). The pressure decay was related with the absorption of the gas by the solvent. The experiments were estimated by fitting the pressure decay over time to a one-dimensional diffusion model using a non-linear least-squares method. Several assumptions were considered: (i) only diffusive transport occurs in the system; (ii) equilibrium is established at the gas/liquid interface; (iii) gas concentration in the liquid phase boundary is described by Henry's Law and (iv) gas diffusion coefficients are independent of their concentration for the partial pressures tested. It was also considered that the IL properties such as viscosity and density are constant at given temperature (60 °C). The partial pressure tested was 0.7 bar.

Combining the Fick's second law for the diffusion over IL thin-liquid film, with a mass balance on the gas phase above the liquid, the pressure decay is related to the system parameters and gas properties according to the following equation. where H gas (bar) is the Henry's constant for the gas in the ionic liquid, D gas (cm 2 .s -1 ) the gas diffusion coefficient, L (cm) is the IL film thickness, V IL (cm 3 ) and V gas (cm 3 ) are the volumes of the IL and pure gas in the absorption compartment and in the gas compartment, respectively, MW IL (g.mol -1 ) and ' pq (g.cm -3 ) are the molecular weight and density of the IL, respectively.

EF

Gas permeation experiments

Single gas permeation measurements through the membranes were carried out by using the constant-volume and variable-pressure technique at controlled temperature, as described in the standard ASTM D 1434-82 (procedure V). The schematic representation of the experimental set-up (home-made system) is depicts in Figure 5.4. The apparatus consists essentially of a two compartments permeation cell separated by the tested membrane. The permeability is obtained by measuring the pressure increase in the downstream compartment (with a constant volume of 5.25 10 -5 m 3 ) and using different MKS Baratron pressure transducers (range from 0.0 to 1 x 10 5 Pa). The membranes and downstream cell walls were outgassed in situ during 15 h at high vacuum level using a turbomolecular pump (Leybold, Turbovac 50, 50). The permeability measurements were performed in the temperature range from 40 °C to 90 °C, using 1.0 x 10 5 Pa of upstream pressure and by recording the pressure increase in the downstream compartment during 4 h. For each temperature change, the whole set-up was allowed to stabilize during at least 12 h.

It has to be noticed that the order of gas permeance measurements was the following: N 2 , CO 2 , CH 4 .

Between each measurement, membranes and cell were outgassed in situ during 12 h under high vacuum. The purity of the single gases (N 2 , CO 2 and CH 4 provided by Linde Gas) was of 99.95%, they were used without any further purification. A complete description of the apparatus and methodology used was already published 26 . A typical permeability curves present successively the transient and steady-states. During the latter, the mass transfer coefficient Q, according to the Fick's second law in the permeation conditions, can be simplified at infinite time:

r std = kG \ E (7 . E i uk )
When a penetrant diffuses through a polymer film in which it is soluble, there is a transient state from the time the penetrant first enters the film until the steady state of flow is established. The intercept on the time axis of the extrapolated linear steady state portion of the curve is called the time lag, θ. The time lag is used to determine the diffusivity D using the following equation:

Results and discussion

Preparation of random porous PBI supports

The random porous PBI supports (RPBI) prepared successfully by phase separation method.

The porosity measured by pycnometer was 63.7% ± 2.7. SEM pictures of the prepared RPBI supports are shown in Figure 5.5, where the analysis of airside, glass side and cross-section are displayed.

Pore sizes diameters within the range of 50-250 nm on air side and 30-50 nm on the glass side were observed respectively. The cross-section view reveals a sponge-like structure. 

Fabrication of SILMs

Due to the viscosity of H-MIM TFSI (i.e. 80 cP at 25 °C) 28 and V-MIM TFSI (14.3 cP at 50 °C), the use of both vacuum and high temperature was required to ensure efficient IL embedding within the RPBI membrane pores. 

Characterization

The FTIR spectra were used to evidence the successful polymerization of vinyl-polymerizable groups from the IL. Accordingly, ATR-FTIR spectra of the composite membranes before (RPBI-MIL), and after UV radiation exposure for 2 h (RPBI-PIL) are presented in Figure 5.8.

The conversion degree of MIL to PIL was above 97% upon 2 h UV exposure as already confirmed in our previous studies (3 rd chapter). As expected, the intense absorption bands in the range 1400-1000 cm -1 , observed in both RPBI-MIL and RPBI-PIL membranes, are characteristic of the SO2 and SNS vibrational modes of the bis(trifluoromethanesulfonyl)imide [TFSI] anion 29 . Two characteristic infrared absorbance bands in RPBI-MIL were selected to examine the disappearance of the vinylmonomer: 1665-1630 cm -1 (stretching vibration in -CH=CH 2 ) and 995-920 cm -1 (out of plane bending of -CH=CH 2 groups). The disappearance of these characteristic peaks of the vinyl monomer in RPBI-PIL confirmed the successful polymerization. The objective of this work was obtain SILMs for application at 25 °C (298.15K) and above. Figure 5.9

shows the TGA thermograms and derived DTG curves of all the prepared SILMs. 

RPBI-MIL RPBI-PIL

TFSI anion bands

Specially, very low weight losses, (0.7-1.5%) were measured for all of the SILMs within the 150°-200°C temperature range. It can be concluded that they are thermally stable up to 310 °C under N 2 atmosphere which suggests that all of these SILMs have good thermal stability.

The experimental Young's modulus and tensile strength values of RPBI-PIL were 0.2 GPa and 1.3 MPa respectively. The RPBI-IL and RPBI-MIL samples have not been considered for mechanical stability experiments due to handling constraints at room temperature.

Gas permeability of SILMs

The single gas permeability results obtained in the present work are based on the following assumption: gas transport takes place entirely in the IL or PIL since the reported 30 is the main contributor to gas permeability when comparing with the permeability of the support alone.

The influence of temperature on both gas permeability and ideal selectivity was studied in the range of temperatures from 40 to 90 °C.

Effect of the vinyl group (increase in the carbon number)

The permeability of the SILMs prepared with the RPBI support and 2 different ILs was measured for the different gases. The studied ILs studied were protic H-MIM TFSI (IL) and the monomeric ionic liquid (MIL) H-VIM TFSI. These ILs were selected because they have the same anion (TFSI) but a different functional group on imidazolium cation. The permeabilities CO 2 , CH 4 and N 2 through the prepared composite RPBI/IL and RPBI/MIL membranes were measured and evaluated by using the method described in the experimental section. Results are presented in Figure 5.10. The ratio of single gas permeability values measured for RPBI-MIL and RPBI-IL membranes are shown in table 5.2. In the tested temperature range, i.e. from 60 to 90 °C, the CH 4 permeability of RPBI-MIL membranes is always 2.5 to 3 times higher than that of RPBI-IL membranes. which could be attributed to defective membranes and for the RPBI-MIL, the tendency is acceptable.

However, these values support the ability of protic ILs to selectively transport CH 4.

Our hypothesis for explaining this original result is based on the difference between the structures of protic ILs (used in this work) and classical aprotic ILs (Table 5.3). Indeed, the protonated nitrogen in imidazolium cation is weakly acidic. It can form Brönsted acid-base interactions with TFSI anion, thus decreasing the affinity affinity between CO 2 and the TFSI anion. Such interaction does not exist in aprotic ILs and the TFSI anion can attract CO 2 freely through Lewis acid-base interaction. Further work should be required with the assistance of theoretical calculations to demonstrate this hypothesis and investigate the absorption behavior of CH 4 and CO 2 in protic ILs.

PIL based SILMs

The The logarithm of the N 2 , CO 2 and CH 4 permeability follows a linear relationship with the reverse of the temperature as shown in Figure 5.11.B. Therefore, the influence of temperature on gas permeability (P) can be described by an Arrhenius type relationship: P=P 0 .exp (-Ea/RT). Where P 0 is the pre-exponential factor and Ea is the activation energy for gas permeation.

The activation energies (Ea) for permeation of CO 2 and CH 4 are reported in within the support pores results in a decrease of chain mobility and leads to solid PIL structure with low permeability, as observed for CH₄ and even more for CO₂ and N 2 (Figure 5.11 A) . However, the increase in RPBI-PIL permeability when the temperature is increased from 60 to 90°C is more significant for CH₄. Moreover, the solid state (high viscosity) of PIL strongly impacts the membrane permeability, even though the PIL contains similar anion with strong interaction towards soluble gases. Indeed, CH 4 permeability values through RPBI-PIL membranes are lower than those measured for RPBI-MIL membranes. Furthermore, PIL has a higher density (MIL=1.6 g/mL, PIL=2.7 g/cm 3 ) and therefore less free volume in its structure to dissolve gases. This explains why the gas permeability values through RPBI-PIL membranes are lower than those measured or reported for the other SILMs 36 . 

Ideal selectivity

The ideal selectivity was calculated taking into account the ratio of single gas permeabilities. The key difference between IL-based and polymer-based membranes is the impact of gas diffusivity on membrane selectivity. In IL membranes gas diffusivity selectivity is constant for a given gas pair, whereas the solubility selectivity controls the membrane selectivity 21 . In most polymeric membranes, the opposite behavior is observed: solubility selectivities are usually constant for gas pairs and diffusivity selectivity determines the membrane selectivity 21,38 

Conclusions

Three types of supported ionic liquid membranes have been prepared with 2 types of protic ionic The effect of changing the functional group and carbon chain length on the imidazolium cation on the membrane single gas permeability was studied. An increase in CH 4 permeability with the carbon chain length of the IL cation was observed. The results obtained may be explained by solubility effects that become more relevant as the alkyl chain length of the IL cation increases. The single gas permeation results have also shown that the SILMs used in this work are permselective to CH 4 when compared with N 2 . For example, the RPBI-PIL membranes exhibit both high CH 4 permeability of 113 Barrer and high CH 4 /N 2 selectivity of 14.7 at 40 °C. The SILMs developed in this work thus have promising CH 4 /N 2 selectivities, higher than those reported in the literature for most polymeric membranes and for other SILMs membranes. Although their performance have still to be reproduced and tested for real gas mixture separations, the developed SILMs seems to be promising CH 4 upgrading applications. The infiltration configuration, cross-linker addition and "in situ" UV polymerization conditions were taken as optimization parameters for both PBI type microsieves. The important findings in this topic are included in the conclusions section below.

Conclusions

In this study, we describe for the first time the fast anhydrous proton transport via polyionic liquid microchannels imprinted on PBI films. The results are quite encouraging and suggest that these PEMs might be incorporated in Fuel cells as substituent of conventional and expensive proton exchange membranes such as Nafion or Ultrex for high temperature applications. The main conclusions derived from the experimental results are:

1. For the consecution of SPBI containers by microtransfer molding technique, less than 25 µm in thickness, 17 µm in pore size and 36% in porosity, the PBI concentration in the final polymer casting solution (0.88% wt in DMAc) was the key factor controlling the PDMS mold wetting at 60 °C, and the replication process.

2. For the consecution of HPBI containers by liquid phase separation micromolding method, less than 40 µm thickness, 9 µm in macropore size and 42% in porosity, the casting distance between the casting Knife and the Si mold was the key factor controlling the replication process and the thickness of the PBI skin layer.

3. Flexible electrolyte membranes have been successfully prepared by the infiltration of 1-H-3-vinylimidazolium bis(trifluoromethane sulfonyl)imide solution into SPBI or HPBI microsieves followed by in situ 2 hours UV polymerization (365 nm-2.4 mW/cm 2 ) of the ionic moieties. It has been observed the complete and uniform filling of PBI macropores with PIL in absence of cracks and defects, resulting in free standing films easy to handle without any difficulty.

4. All the composite PIL-PBI membranes are stable up to 300 °C, which is far above the operating temperature for HT PEMFCs. Hydrogen bonding interactions between the ionic liquid moieties and the confining PBI support at the pore-wall surface have been identified from the ATR-FTIR analysis and confirmed by TGA results and calculations of Arrhenius-type activation energies for proton transport.

5.

A moderate enhancement in the thermal and mechanical stability of PIL-PBI membranes is attained by the cross-linking of the polycationic network by divinylbenzene (from 0.2 mol % up to 1 mol % referred to the MIL). The Young Modulus of PIL-PBI membrane is approximately 1 order of magnitude higher than the exhibited by the pure PIL counterpart and clearly superior to the characteristic value for acid-doped dense PBI membranes. As expected, the Ea for proton transport slightly increases with the % of cross-linker agent due to the loss in long-range segmental motion, among the tested, the PIL-PBI samples containing 1 mol % of divinylbenzene as CL outstands as the optimal trade-off between proton transport and mechanical properties for proper handling and assembly.

6. The PBI microsieve architecture plays the key role on PEM's proton conductivity. The registered conductivity values for PIL-PBI microsieves are not only explained by the relative amount of proton conducting phase. When compared with PIL supported on randomly porous PBI (RPBI) support (120 µm in thickness, less than 1 µm in pore size and 68 %), the importance of PIL channels connectivity formed during the phase inversion process is clearly outlined. The proton transport is faster for PEMs prepared from HPBI in spite of lower PIL amount. This result is attributed both to the higher surface area provided by HPBI and to the porous network connectivity at the perforated macropore/intrinsic bulk porosity interface. Well-connected pores at the straight macropore/intrinsic porosity interface are clearly distinguished on the straight macropore wall surface. In addition, worm-shape pores below 200 nm in size are predominant along the whole thickness. The interactions of PIL molecules with the walls of the confining intrinsic PBI pores slow down the proton transport dynamics and subsequently provokes a notably increase of Ea.

7. The HPBI microsieve architecture leads to an intermediate behaviour in terms of conduction performance, when compared to RPBI and SPBI counterparts; but it is greatly superior in terms of mechanical properties. The HPBI microsieves retain the advantageous features of both as higher and well connected PIL loadings are achievable, without sacrificing the mechanical strength.

Overall, our results are of fundamental importance for the development of outperforming, low-cost PEMs as a good alternative to acid doped PBI for HTPEMs under anhydrous conditions. Table 6.1 collects all the reported conductivity data based on PBI and IL as a function of temperature for a proper comparison to the membrane conductivity values achieved in this PhD thesis. Except for the PIL-PBI based on randomly porous supports, the conduction performance of HTPEMs developed in this thesis is clearly outstanding when compared to the exhibited by PEMs without phosphoric acid doping. 

Future work

We have prepared innovative HTPEMs consisting of straight and hierarchically structured PIL channels embedded in PBI microsieves. However, such ion conducting membranes should be integrated in a Membrane Electrode Assembly (MEA) that includes a gas diffusion layer and the electrocatalyst.

In general, membrane-electrode assemblies (MEA) are fabricated by hot pressing of the as-prepared electrodes onto the electrolyte membrane. The primary challenge in preparing MEAs is to achieve good contact between the membrane, catalyst layer and gas diffusion layer (GDL) in order to maximize catalyst utilization during cell operation. An integrated MEA structure is also essential to obtain long-term operation. As future work, the use of PBI fiber-mat structures is proposed as diffusional barriers to prevent the conductor leakage/dragging with time on stream from the PIL-PBI PEMs and at the same time, to reduce fuel cross-over. Some preliminary attempts on the preparation of PBI gas diffusion layers have been already performed by using electrospinning techniques (see Figure 6.3). From the point of view of large scale manufacturing, the PBI GDLs could be deployed on the both sides of the PIL-PBI membranes solution (definition of the optimal ionic liquid phase formulation) previous to UV polymerization step, or in a more controlled way after the bulky MIL embedding. In such way, the preparation of three-layer integrated membrane electrode assemblies MEAs would be notably simplified.

Although high conductivity and mechanical stability values were found in this work by using HPBI microsieves; there is a potential approach capable to eventually enhance the performance by foil stacking. The PBI micromonolith-type stack was prepared in our lab by the assembly of five PBI circular microsieves 20 mm in diameter for catalytic applications 14 . According to the procedure described in Figure 6.4, the desired numbers of PBI membranes are located in a stack; at the same time, two dense PBI O-rings are placed in the same stack but one on the top and the other at the bottom. A 5% wt. PBI solution in DMAc is deposited only on the round-corner of this stack and it is submitted at 90 °C during at least 4 hours. Using these PBI stack, proton exchange membranes were fabricated (Figure 6.5) by infiltration of 1-H-3-vinyl imidazolium bis(trifluoromethanesulfonyl)imide liquid followed by in-situ UV polymerization. Only 3 membranes are needed for that, and the surface available for PIL not only is limited to a cylinder, but also, the surface between layers is going to contribute to total surface. 

Summary

The natural gas upgrading, i.e. removal of CO 2 and N 2 , is undoubtedly a major industrial gas separation application where membranes arise as promising alternative at small scale.

The objective of this second part of the work was to develop CH 4 selective Supported Ionic Liquid Membranes (SILMs). Once again, the rationale followed is based on the combination of polybenzimidazole (PBI) microsieves as structural supports, to take advantage of both endurance and thermal properties, and protic ionic liquids with imidazolium and trifluoromethane sulfonyl)imide ions due to their CH 4 solubility properties. Although the negligible protic ionic liquid vapor pressure alleviates one of the problems associated with traditional SILMs, namely liquid volatility; expulsion of the liquid from the membrane pores is a major concern. A proper design of the support, with sub-micron pores, combined with an ionic liquid having high surface tension could lead to SLIM with adequate physical stability for applications involving moderate to high transmembrane pressures. Therefore, random porous PBI (RPBI) supports, obtained by phase separation method, have been extensively used. In addition, polymerization of RTILs could provide additional in terms of safety, stability and mechanical properties. 

Conclusions

Herein, porous PBI supports is combined for the first time with commercially available ionic liquids based on the protic 1-H-3-methylimidazolium bis(trifluoromethane sulfonyl)imide to prepare CH 4 /N 2 selective SILMs. The single gas permeation results reveal that the SILMs studied in this work perform better than previously reported polymeric membranes. The main conclusions obtained from the experimental results are:

1. For the successful preparation of RPBI supports (with pore sizes of 50-250 nm on air side and 30-50 nm on the bottom side and with a porosity of 63.7% ± 2.7) by phase separation method, the polymer casting solution with 16% wt. of solids was chosen.

2. All the developed SILMs are thermally stable up to 310 °C under N 2 atmosphere which indicated that all of these SILMs had good thermal stabilities. Among the developed SILMs, PIL based membrane was handled without any difficulty while others (i.e. IL and MIL based SILMs) were brittle to handle due to the crystalline state of IL and MIL at room temperature. On the whole, taking into account the state of the art for CH 4 upgrading with membranes, it can be concluded that the use of SILMs appears as an emerging field with enormous potential, although membrane performance for real gas mixture separations has still to be demonstrated. The additional benefits derived from the use of ionic liquids (negligible volatility, chemical and structural platform to design endless tasks specific materials) and membrane modules (low energy consumption, reduced environmental impact, large S/V ratio, easy incorporation to existing conventional unit operations) would also have to take into account on the feasibility studies.

Future work

The superior CH 4 /N 2 performance of the herein developed SILMs can be appreciated through the analysis of values reported in the literature for conventional polymeric membranes. It is interesting to observe how the effect of the vinyl group chemistry can be used to make difference in permeability. Nevertheless, more efforts devoted to a comprehensive study of ionic liquid formulations selective to CH 4 are still required for further CH 4 selectivity promotion, including in the presence of gas mixtures.

In addition, an important concern that should be also considered for future research is the mechanical stability of the SILMs. The development of PIL-based membranes targeting the critical combination of high CH 4 /N 2 and high chemical and mechanical stability is required to place these membranes at the doorway of industrially relevant membrane-based gas separation processes. 
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 11 Figure 1.1: Modeled cost of an 80-kW PEM fuel cell system based on projection to high-volume

Figure 1 . 3 :

 13 Figure 1.3: Adsorption of CO on Pt.

  1.4) have emerged as "state of the art" materials for low-temperature fuel cell applications. PFSA membranes are composed of carbon-fluorine backbone chains with perfluoro side chains containing sulfonic acid groups.

Figure 1 . 4 :

 14 Figure 1.4: Nafion® chemical structures.

  Polybenzimidazole (PBI) membranesPBI belongs to a big family of aromatic heterocyclic polymers containing benzimidazole units. PBI with different structures can be synthesized from hundreds of combinations of tetraamines and diacids. In a specific way, PBI refers to the commercial product under the trademark Celazole®, poly 2,2'-m-(phenylene)-,5,5'-bibenzimidazole(Figure1.5). In the context of PBI with different structures, this specific PBI is also named as mPBI because the phenylene ring is meta-coordinated35 .

Figure 1 . 5 :

 15 Figure 1.5: PBI backbone structures; (a) Poly(2,2'-(m-phenylene)-5,5'-bibenzimidazole); (b) Poly(2,5benzimidazole) (AB-PBI).
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 16 Figure 1.6: Types of conduction mechanisms 41 .

Figure 1 . 7 :

 17 Figure 1.7: Proton conduction in (A) phosphoric acid 43 and (B) ionic liquids (1-butyl-3methylimidazolium bis(trifluoromethyl sulfonyl) imide) 3 .

  ionic liquids do not contain a solvent (Figure1.8). Many ionic liquids are in liquid state at the room temperature and some of them even have a point of crystallization at very low temperatures45 . The most commonly found cations and anions are presented in Figure1.8.
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 18 Figure 1.8: Cations and anions commonly used in ionic liquids.

Figure 1 .

 1 10 shows 5 major structures of IL monomers. In an IL monomer, a polymerizable unit can situate either on the cation (Figure 1.10A) or anion (Figure 1.10B), depending on the required polymeric design. IL monomers with two polymerizable units separated in the cation and anion (Figure 1.10C), or situated on the cations (Figure 1.10D and E) have also been reported to build up PIL networks.
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 110 Figure 1.10: Basic IL monomers. "p" represents a polymerizing unit in an IL monomer 44 .

Figure 1 . 11 :

 111 Figure 1.11: PIL chemical structures reported. References for cationic PILs , references for anionic PILs 62 .

  have focused on the concept of a conductive filler embedded into a porous, polymeric support (Figure 1.12 ). They have used poly(vinylsulfonic acid/acrylic acid) crosslinked conductive gel in a porous polytetrafluoroethylene (PTFE) open polymeric support, this synergistic concept combines the mechanical strength of the support with the conductivity of the conductive gel).
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 112 Figure 1.12: Schematic diagram of the concept of a pore-filling electrolyte membrane 66, 74 .

Figure 1 .

 1 Figure 1.13.1-3. A thin layer of resist applied on substrate (Figure 1.13.1) is exposed to UV light through the pattern of a mask (Figure 1.13.2). When the resist is subsequently developed, the pattern on the mask is transferred to the resist (Figure 1.13.3). In microtransfer molding (µTM) the poly(dimethyl siloxane) (PDMS) mold is coated with a prepolymer will deposit on the master resist (Figure 1.13.4), and finally the fabricated PDMS mold is peel off the master after curing (Figure 1.13.4).
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 113 Figure 1.13: Schematic representation microtransfer molding (µTM) by photolithography

Figure 1 . 14 : 2 .

 1142 Figure 1.14: Principle of PSµF. (A) Polymer solution is caste on a patterned surface (mold). (B)The polymer solidifies via phase separation and (C) a negative replica of the mold is obtained.

Noble's group

  110 investigated series of PIL membranes for gas separation applications. Five PILs containing alkyl-imidazolium cations bound to a polystyrene (Figure 1.15: PIL A 1-3) or polyacrylate backbone (Figure 1.15 PIL B 1-2) were synthesized by UV polymerization using a photo-initiator and a cross-linking agent.
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 115 Figure 1.15: Chemical structures of cationic PILs with polystyrene and polyacrylate backbone that have been evaluated as gas separation membranes.
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 116 Figure 1.16: Gas transport in SLMs 50 .
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  polymerizable& polymerizable versions of ionic liquids that includes cross-linkers and functionalities active in the transport.vii.Measurement of the permeabilities of several single gases and physico-chemical characterization of the SILMs.Therefore, the specific objectives (see Figure2.1) refer to the synthesis and characterization of the different materials, PBI and PILs, with adequate properties for further assembly. These intermediate objectives (1 to 3) are required to accomplish the electrolyte membranes and gas selective membranes, defined as overall objectives (4 to 6).
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 21 Figure 2.1: Specific and overall objectives of this thesis.
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 224 Figure 2.2: Schematic illustration of the pore filling of the SPBI

Figure 2 . 3 :

 23 Figure 2.3: Schematic illustration of both the perforated straight and intrinsic channels of PIL-HPBI membranes.

Figure 2 . 3 :

 23 Figure 2.3: Schematic illustration of the preparation of three classes of SILMs for gas permeation.

  PBI microsieves are prepared by microtransfer moulding technique from a reinforcement pattern of the poly (dimethylsiloxane) (PDMS) mold. The main processes to obtain the straight porous PBI membrane are: i) SU-8 master fabrication; ii) PDMS soft-mold fabrication; and iii) PBI membrane preparation (see Figure 3.1).
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 31 Figure 3.1: Schematic overview of micro transfer moulding technique process for the preparation of PBI microsieves: steps S1 to S8.
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 32 Figure 3.2: Home-made Teflon plates for the casting of pure PIL membranes
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 33 Figure 3.3: Schematic illustration of the pore filling membrane by 'Well method'.
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 34 Figure 3.4: Home-made device for the MIL infiltration on the PBI microsieve.

2 Figure 3 . 5 :

 235 Figure 3.5: Schematic illustration of the pore filling membrane and chemical structures of: (a) repeating unit of Poly[2,2-(m-phenylene)-5,5-bibenzimidazole; (b) monomeric ionic liquid 1-H-3vinylimidazolium bis(trifluoromethanesulfonyl)imide; (c) homo poly[1-(3Himidazolium)ethylene]bis(trifluoromethanesulfonyl)imide.
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 36 Figure 3.6 : A)Conductivity cell scheme; B) Upper part of the electrochemical cell: lid and body

Figure 3 . 7 :

 37 Figure 3.7: Nyquist plot of P20-1.5-1%CL with the function of temperature. R: Electrolyte resistance and R 1 : Polarization resistance.
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 38 Figure 3.8: P20 PDMS mold used for the fabrication of SPBI by microtransfer moulding. SEM images of SPBI membranes with: A) open pores (P20-1.3 type samples); and, B) closed pores (P20-1.8 type samples).
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 39 Figure 3.9: SEM images of SPBI microsieves obtained from P20 mold: a) P20 open pore surface; b-d)

Figure 3 . 10 :

 310 Figure 3.10: SEM images of SPBI microsieves obtained from P15 mold : a) P15 open pore surface; b-f) cross section images of P15-0.75, P15-1, P15-1.3, P15-1.6, P15-2 respectively.

using P15- 1 . 3

 13 casting solution conditions. The obtained maximum thickness for the P15-1.3 was 8.2 ± 0.8 µm. The SEM images (see Figure3.10b-d) confirm that the SPBI membrane adopts the cylindrical shape of the soft P15 mold pillars and the pillars perforate through the entire membrane thickness. The replicated pattern on PBI reveals homogeneous periodicity and pore size(Figure ). Cross section SEM images of P15-1.6 and P15-2 (Figure3.10e-f) shows a thin dense layer on top responsible for the pore clogging, due to the excess in the amount of PBI casting solution.

  Viscosity was firstly investigated prior to the infiltration of the monomeric Ionic lipid into SPBI homogeneously(Fig 3.11).Complex viscosity of MIL was decreased from 14.3 to 10.1 mPa.s from the temperature 50 to 100 °C respectively. Next, in the case of the mixture of MIL and acetone, the complex viscosity 8.6 Pa.s was observed at room temperature, thus the IL: Acetone (1:10 v/v) at RT was chosen for infiltration. During acetone evaporation, there was no any phase separation observed between MIL and cross-linker agent.
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 311 Figure 3.11: A) Viscosity vs. shear rate plot for monomeric Ionic liquid (MIL) at different temperatures and the mixture of MIL: Acetone (1:10 v/v) at RT

Figure 3 . 12 :Figure 3 . 13 :

 312313 Figure 3.12 :SEM image of heterogeneous PIL-PBI membranes resulting from WELL : a) surface, b) cross section

  15.A. The intense absorption bands in the 1400-1000 cm -1 spectral region, observed in both MIL-SPBI and PIL-SPBI samples, are characteristics of the SO2 and SNS vibrational modes of the bis(trifluoromethanesulfonyl)imide [TFSI] anion52 . The characteristic infrared absorbance bands adopted to monitor the disappearance of the vinyl-monomer were 1665-1630 cm -1 (stretching vibration in -CH=CH 2 ) and 995-920 cm -1 (out of plane bending of -CH=CH 2 groups). Separate spectral analysis on pure PIL samples; see Figure3.14 as a function of UV exposure time (from 40 min up to 2 h) was performed in advance.
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 314 Figure 3.14: ATR-FTIR analysis of ionic liquid based films as a function of UV exposure time.
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 315 Figure 3.15: ATR-FTIR of: A) composite membranes before and after UV exposure; B) PBI microsieve with and without PIL electrolyte.

Figure 3 .

 3 Figure 3.16.A and Figure 3.16.B comparatively illustrate the Nyquist plots of PIL (40 Hz to 1.4 MHz) and PIL-SPBI (40 Hz to 110 MHz) membranes at 80 °C and 150 °C, respectively.

Figure 3 . 16 :

 316 Figure 3.16: Nyquist Plot at (A) 80 °C and (B) 150 °C of pure PIL and P20-1.5-0%CL. (C) Nyquist plots of PIL supported on commercial track-etched Anodisc TM membranes

  onto PBI microsieve leads to conducting phosphoric acid-free electrolyte membrane able to operate at 150 °C under anhydrous conditions.

Figure 3 . 17 :

 317 Figure 3.17: Conduction performance for pure PIL, PIL-1%CL, P20-1.5-0%CL and P20-1.5-0% PA (Phosphoric acid) as a function of temperature under anhydrous conditions: A) Conductivity values; B) Arrhenius type plot.

  conductivity of PIL, conductivity value ~ 118 mS•cm -1 at 150°C would be expected. Similar tendency, but more exacerbated, is observed for PIL confined on APA supports 70% in porosity with 100-200 nm in pore size. The registered conductivity value ~ 11 mS•cm -1 at 150° (see Fig 3.16C) is significantly less than the expected (230 mS•cm -1 at 150°C).
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 318 Figure 3.18: A) TGA and B) DTG thermograms of PIL based membranes (pure PIL and PBI microsieve also represented for comparison purposes).
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 319 Figure 3.19: Stress-strain curve of PIL-SPBI membranes at room conditions.

Figure 3 . 20 :

 320 Figure 3.20: Appearance of PIL-SPBI based membranes. Top: Fresh membranes, (a) P20-1.5-0%CL; (b) P20-1.5-0.2%CL; (c) P20-1.5-0.5%CL; (d) P20-1.5-0%CL; Bottom: Used membranes at 150°C, (e) P20-1.5-0%CL; (f) P20-1.5-0.2%CL; (g) P20-1.5-0.5%CL; (h) P20-1.5-1%CL.

  .8).

Figure 3 . 21 :

 321 Figure 3.21: Conductivity measurement of PIL-SPBI membrane with the influence of Cross linker A) Conductivity performances; B) Conduction performance of P20-1.5-1%CL up to 200°C; C) Arrhenius type dependence; D)Variation of Ea of composite PIL-SPBI membranes at different temperature windows.

  3 mS•cm -1 at 200°C) and mechanical properties (Young modulus and Tensile-stress values are 2.6 GPa and 10.7 MPa respectively).

Figure 3 .

 3 Figure 3.21.B shows the conduction performance of P20-1.5-1%CL from 70°C up to 200 °C. The registered proton conductivity under anhydrous conditions was 53.3 mS•cm -1 at 200°C.

Figure 3 . 22 :

 322 Figure 3.22: Tradeoff between proton transport and mechanical properties of PIL-SPBI membrane with the influence of Cross linker.

  .21.A); which indicates a similar proton transport mechanism. Figure 3.21.D shows the Ea values as a function of CL content for two different temperature windows: 70°-100°C and 100°-150°C. The calculated Ea values of all cross linked membranes at 100°-150°C are relatively lower than the Ea values obtained at 70°-100°C due to the PIL´s fluidity increases..

Figure 3 . 23 :

 323 Figure 3.23: Postulated proton transport mechanism on PIL-SPBI membranes at: A) the surface layer near the pore-wall surface); B) the inner layer (far away from the pore-wall surface).

  According to the Nyquist plot registered for all the composites, the conduction pattern is dominated by the fluidity of PIL chains confined in the macropores of the PBI microsieve. As it was expected, the Ea for proton transport increases with the % of cross-linker agent due to the loss in long-range segmental motion.The activation energy obtained ranges from 23.7, 25.0 and 27.4 kJ•mol -1 at 70°-100°C and 13.6, 15.0 and 16.0 kJ•mol -1 at 100°-150°C for P20-1.5-0.2%CL, P20-1.5-0.5%CL, and P20-1.5-1%CL respectively. These values are slightly higher than those exhibited by P20-1.5-0%CL, i.e.22.8 kJ•mol -1 (70°-100°C) -12.4 kJ•mol -1 (100°-150°C).When comparing with Ea data from unsupported PIL membranes, the lowest value corresponds to pure PIL: 15.4 kJ•mol -1 at 70°-100°C and 11.5 kJ•mol -1 at 100°-150°C; followed by PIL-1%CL: 18.5 kJ•mol -1 at 70°-100°C and 12.3 kJ•mol -1 at 100°-150°C. Hence, our hypothesis for the proton transport inhibition relies on the hydrogen bonding interactions between the electrolyte and the confining PBI matrix (see Figure3.23.A) at the pore-wall surface. The reactive 1H-benzimidazol group from PBI would interact with oxygen (H-bond 1) and fluorine (H-bond 2) atoms of free [TFSI -] anions. In addition, hydrogen bonding interactions (H-bond3) could generate from the proton from the poly cation and the imine group from the PBI backbone. The FTIR and TGA analyses also support this postulation.

Figure 3 . 24 :

 324 Figure 3.24: ATR-FTIR of PIL-SPBI composite membranes as a function of the CL content (pure PIL is also included for comparison.

6 GPa and 10 . 7

 6107 In this work, highly conductive proton exchange electrolyte membranes capable to operate at temperatures up to 200 °C have been successfully prepared. The fabrication process involves the infiltration of 1-H-3-Vinyl imidazolium bis(trifluoromethanesulfonyl) Imide solution into straight porous PBI support (36% in porosity and 17 µm in pore size) obtained by microtransfer moulding technique followed by in situ UV polymerization of the ionic moieties. The developed flexible electrolyte membranes, less than 25 µm thick, are composed of straight poly-ionic liquid microchannel circa 15µm in diameter embedded in the polybenzimidazole skeleton. The hydrogen bonding interactions between the benzimidazole unit of the SPBI support and the protic PIL network impart thermal and mechanical stability to the electrolyte membrane at the expense of proton transport inhibition. Similarly, the addition of divinylbenzene cross linker to the imidazolium based polymeric ionic liquid improves the endurance behavior of the electrolytes above 120 °C. In general, all the composite PIL-SPBI membranes, with and without cross-linker, exhibit adequate thermal, mechanical, and electrochemical properties for PEM applications up to 150 °C under anhydrous conditions in absence of mineral acid molecules. Among the tested, the sample with 1 mol.% of cross linker content (referred to the PIL) outstands as the optimal tradeoff between proton transport (53.3 mS•cm -1 at 200°C) and mechanical properties (Young modulus and Tensile-stress values are 2.MPa respectively). This novel fabrication approach is very promising for the development of high temperature flexible electrolytes with excellent proton conductivities for electrochemical devices.

Figure 4 . 2 .

 42 Figure 4.2. Schematic representation of liquid induced phase separation micromolding (LIPµM): (A) solution casting on structured mold, (B) system immersion in NMP/H 2 O solution (50/50 wt.%), (C)&(D) system immersion in pure water and ethanol, respectively.

Figure 4 . 3 .

 43 Figure 4.3. Scheme of general procedure to immobilize ionic liquids into porous membranes

Figure 4 . 4 .

 44 Figure 4.4. Nyquist plot of P-25µ-0%CL at 150 °C as a function of the operation time: R denotes electrolyte resistance and R1 denotes polarization resistance.

Figure 4 . 5 .

 45 Figure 4.5. Pyramidal type pillar structured Si-mold used for the fabrication of HPBI. SEM images of P-5µm type microsieves: mold side, air side and cross-section.

Figure 4 . 6 .

 46 Figure 4.6. SEM images of HPBI microsieve with different skin layer thicknesses: A) P-25µm surface mold side; B) P-25µm surface air side; C) P-3µm cross -section; D) P-5µm cross section; E) P-15µm cross-section; F) P-25µm cross-section.

F

  chosen to cylindrical pillars in order to endure the forces applied during microsieve peeling21 . HPBI microsieves fromP1 mold have not been used further studies for the purpose of this chapter due to handling and brittleness constrains.

Figure 4 . 7 .

 47 Figure 4.7. SEM images of HPBI microsieves obtained from C and P1 molds. : A) C-10µm cross section; B) C-10µm with tearing; C) P1-5µm cross section; D) P1-10µm cross section.

Figure 4 . 8 .

 48 The key factor for PEMs performances relies on both uniform and complete filling of HPBI pores with PIL.

Figure 4 . 8 .

 48 Figure 4.8. SEM images of HPBI microsieves after pore filling: A) P-25µm-0%CL; B) P-25µm-1%CL at high magnification (500x); and C) P-25µm-0%CL at low magnification (100x).

Figure 4 . 9 .

 49 Figure 4.9. ATR-FTIR of PIL-HPBI composite membranes versus MIL, PIL and PBI counterparts: (A) 1800-1000 cm-1 region; (B) 4000 -2000 cm-1 region.

Figure 4 . 10 .

 410 Figure 4.10. A) TGA and B) DTG thermograms for PIL based membranes (pure PIL behaviour is also represented for comparison purposes).

Figure 4 . 11 .

 411 Figure 4.11. Stress-strain curve of PIL-HPBI membranes at room conditions.

Figure 4 . 12 .

 412 Figure 4.12. Conductivity measurements for PIL-HPBI membrane as a function of CL content (HPBI-PA and pure PBI are included for the comparison): A) conduction characteristics; B) Arrhenius type plot.

  and cooling (from 150 to 70 °C) cycles in order to clarify whether any water adsorption influenced the conductivity of the PEMs41 . It has been confirmed (Figure4.13) that conduction performance shows a thermal reversibility.

Figure 4 . 13 .

 413 Figure 4.13. The replica conductivity measurements for P-25µ-0%CL membrane as a function of temperature

Figure 4 . 14 .

 414 Figure 4.14. Proton conductivity decay of PEMs based on P-25µm microsieve after 50 h exposure at 150 °C and 200 °C.

  at 150 °C PIL-HPBI at 200 °C 123 was only 3.4%. Similar tendency was observed at 200°C, i.e. 4.1% decay for P-25µm-1%CL. The authors hypothesized that such conductivity decrease is related to the rearrangement of the pure PIL skin layer at higher temperatures. Nevertheless, the PIL-HPBI membrane surface revealed unaffected after the durability tests as no cracks or defects were detected visually (see Figure 4.15).

Figure 4 . 15 .

 415 Figure 4.15. Appearance of P-25µm-1%CL PEM before and after conductivity tests

Figure 4 . 16 .Figure 4 . 6 )

 41646 Figure 4.16. Effect of skin layer thickness on the proton conduction performance of PIL-HPBI membranes with 0% and 1% CL content: A) conductivity values; B) Arrhenius type plot

  ).

Figure 4 . 17 .Figure 4 . 18 .

 417418 Figure 4.17. Nyquist plot of PIL-SPBI (based on dense PBI microsieve 36% in porosity), PIL-HPBI (based on P-25µm microsieve), and PIL-RPBI (based on randomly porous PBI support 68% in porosity, sponge-like structure, pore size diameters within the range of 50-300 nm on the air side and 35-50 nm on the glass side)

  .19).

Figure 4 . 19 .

 419 Figure 4.19. Postulated proton transport mechanism on PIL-HPBI membranes

Figure 4 .

 4 Figure 4.20 (see also Figure 4.21 for 3D AFM surface images ).

Figure 4 .

 4 Figure 4.20. 2 D AFM surface images from pristine PBI supports: A) HPBI air side; B) HPBI mold side; C) RPBI air side; D) RPBI glass side

Figure 4 . 21 .

 421 Figure 4.21. 3D AFM surface images of HPBI-air side (A) and RPBI air side (B).

Figure 4 .Figure 4 . 22 .Figure 4 . 23 .Supported

 4422423 Figure 4.22. TEM images of the cross -section of HPBI support: (A) mold-side (bottom), (B) macropore interface between ordered channels wall and intrinsic porosity, (C) intrinsic porosity of the skin layer, (D) air side (top).

Figure 5 . 1 .

 51 Polymer solution consisting of PBI, PVP, LiCl and NMP was poured onto clean glass plate (Figure.5.1A) and casted using a casting knife with a thickness of 0.25 mm. After casting, the glass plate with polymer solution was immersed in coagulation bath (Figure. 1B) containing NMP/water (50/50) for 30 min at room temperature (RT). Then the plate was transferred into non solvent bath (pure water) at RT to wash out the traces of NMP (Figure. 1C), the exchange of solvent by water was completed during the 30 min at RT.

Figure 5 . 1 :

 51 Figure 5.1: Schematic overview of phase inversion: (A) polymer solution casting on clean glass plate; (B) System immersed into mixture of 50:50% of NMP: water; (C) Glass plate with formed PBI supports into pure water (C).

Figure 5 . 2 :

 52 Figure 5.2 : Schematic illustration of membrane pore filling and chemical structures of the used ionic liquids A) Infiltration of 1-H-3-methylimidazolium bis(trifluoromethane sulfonyl)imide (H-MIM TFSI); B) Infiltration of 1-Vinyl-3H-imidazolium bis(trifluoromethane sulfonyl)imide (H-VIM TFSI); C) Infiltration of H-VIM TFSI with divinylbenzene.

Figure 5 . 3 .

 53 Figure 5.3. Gas absorption experimental set-up. GC, gas compartment; AC, absorption compartment; TC, temperature controller; PI, pressure transducer ( adopted from Ref 25 ).

Figure 5 . 4 :

 54 Figure 5.4: Schematic of the experimental set-up used for single gas permeation measurements.

Figure 5 . 5 :

 55 Figure 5.5: SEM analysis of random porous PBI membrane prepared by phase separation method from 16% wt of solids in polymer solution: A) Air (top) side; B) glass (bottom) side; C) cross-section; (d) detail of cross-section area.

B

  To better understand the pore connectivity, the microstructure of RPBI support was studied by TEM and the image is shown in Figure5.6A. The white regions represent the pores and there can be observed interconnections between random pores over the whole membrane. In order to examine the surface roughness of the RPBI membrane in detail, the AFM surface images of glass side (bottom side) and air side (top side) analysis were analyzed (Figure 5.6B-C). It can be seen that the minor change in roughness parameters from top to bottom is attributed to the change in the sizes of interconnected open pores at both sides.

Figure 5 . 6 :

 56 Figure 5.6: (A) TEM observation of RPBI membrane; three dimensional AFM surface images of (B) RPBI-glass (bottom) side and RPBI-air (top) side (C).

Figure 5 .

 5 Figure 5.7 shows pictures of the prepared SILMs, as freestanding films. The resulting SILM based on IL (RPBI-IL) was extremely brittle to handle, due to the crystallinity of the IL at room temperature (melting point= 55 °C) whereas the RPBI-MIL was slightly brittle to handle (melting point ~ 40-45 °C). The SILMs based on PIL i.e. RPBI-PIL (Figure 5.7C) were handled without any difficulty.

Figure 5 . 7 :

 57 Figure 5.7: Photos of the prepared SILMs. A) IL based SILM (RPBI-IL); B) MIL based SILM (RPBI-MIL); C) PIL based SILM (RPBI-PIL).

Figure 5 . 8 :

 58 Figure 5.8: ATR-FTIR spectra of a composite SILM membrane before and after UV exposure.

Figure 5 . 9 :

 59 Figure 5.9: A) TGA thermograms and B) derived DTG curves of prepared supported ionic liquid membranes

Figure 5 . 10 :Figure 5 . 10 ,

 510510 Figure 5.10: Influence of temperature on single gas permeability values for: (A) RPBI-IL and (B) RPBI-MIL membranes.

figure 5 .

 5 10 shows the influence of temperature on the evolution of N 2 , CO₂ and CH 4 permeabilities through the PIL-based SILMs. An increase in single gas permeability is observed when the temperature increases from 40 to 90 °C. According to the Figure 5.11A, increasing the temperature from 40-90° C causes the permeability of CH 4 to increase by a factor of ~3 (113 to 420 Barrer) due to higher solubility and stronger interactions with the SILM when the temperature increases. The high permeability values for N 2 (177 Barrer) and CO 2 (146 Barrer) at 90 °C are attributed to the high diffusivity of these gases when the temperature increases. These PIL based SILMs exhibit low gas permeabilities (for all the tested gases in the range 40-90°C) compared with RPBI-MIL membranes (monomeric IL-based SILM). The order of gas permeability values for the RPBI/PIL SILMs was: CH 4 > N 2 > CO 2.

Figure 5 . 11 :

 511 Figure 5.11: Influence of temperature on the evolution of single gas permeability values for RPBI-PIL membrane.

  liquids (ILs) based on the H-3-methylimidazolium TFSI and Vinyl-3-methylimidazolium TFSI. It has been shown that the SILMs based on the imidazolium cation are stable with temperature, especially those based on the PIL, possibly due to a better chemical affinity between the PIL and the RPBI support.

6. 1 6 . 1 . 1 Summary

 1611 Development of Polybenzimidazole and Ionic Liquid based Membranes for High temperature PEMsThe success of the High temperature proton exchange membrane fuel cell (HT-PEMFC) direction is very much dependent on the development of the membrane material. With facilitated proton transport chemistries, great progresses in designing and fabricating facilitated PEMs have been accomplished.The objective of this first part of the PhD was to fabricate highly conductive electrolyte membranes capable to operate above 120 °C under anhydrous conditions and in the absence of mineral acids, without sacrificing the mechanical behavior. The followed rationale is based on the combination of polybenzimidazole (PBI) microsieves as structural supports and poly-imidazolium based ionic liquid moieties as conducting phase.Two types of PBI microsieves have been prepared following two different microfabrication processes (see Figure6.1): straight porous PBI microsieves, denoted as SPBI; and hierarchically structured PBI microsieves, denoted as HPBI, respectively.

Figure 6 . 1 :

 61 Figure 6.1: Schematic illustration of the fabrication processes: A) micro transfer moulding technique and B) Phase Separation MicroFabrication for SPBI and HPBI microsieves respectively.

Figure 6 . 2 :

 62 Figure 6.2: SEM images of the PIL-PBI membranes developed in this work for high temperature applications: A) PIL-SPBI surface; B) PIL-SPBI cross section; C) PIL-HPBI surface; D) PIL-HPBI cross section.

Figure 6 . 3 :

 63 Figure 6.3: SEM images of pure PBI fibers prepared by electrospinning (Casting solution: 20 % PBI and 4 % LiCl in DMAc. Conditions: Positive voltage is 25.06kV and the rate is 0.25mL /h at 25 °C)

  500nm

Figure 6 . 4 :Figure 6 . 5 : 2

 64652 Figure 6.4: Schematic overview of PIL-PBI PEM based on PBI stack

  In this study, three classes of SILMs, based on PBI with the protic 1-Himidazolium)ethylene]bis(trifluoromethanesulfonyl)imide(PIL) have been successfully fabricated and characterized by single gas permeation measurements. Results revealed that the prepared membranes were highly permselective to CH 4 and thus potentially very promising for CH 4 /N 2 gas mixture separation. The major outcomes of this topic are summarized in the conclusions section below.

3 .> N 2 . 4 .

 324 The vinyl group on imidazolium cation (i.e. MIL based SILMs) leads to an increase in CH 4 permeability, when compared to IL based SILMs. This result is attributed to the solubility factor, an effect that becomes more relevant as the alkyl chain length of the imidazolium cation increases (from methyl in the IL to vinyl in the MIL). It is observed for both IL and MIL based SILMs, that the single gas permeability values at 60 °C increases in the order : CH 4 > CO2 The polymerization of the monomer (MIL) into the PBI supports plays a significant role. The PIL based SILMs exhibited low gas permeability values compared with MIL based SILM for all the gases at all the applied temperatures. The polymerization of the MIL into the membranes results in higher viscosity and chain mobility inhibition leading to solid PIL structure and lower permeability. Nevertheless, these membranes are greatly superior in terms of handling and mechanical properties compared to IL based and MIL based SILMs.For the tested PIL based SILMs, the tendency for permeability values at all the tested temperatures is: CH 4 > N 2 > CO 2 . It is also observed that gas permeability values always increase with temperature within the 40-90°C window. Among the tested SILMs, PIL based SILMs have shown the highest CH 4 /N 2 ideal selectivity, i.e 7.6 ; i.e. superior to values reported in the literature for most polymeric membranes, which makes these membranes promising for CH 4 upgrading.

Furthermore, the lack

  of experimental data under real industrial conditions requires additional investigation efforts. The evaluation of the behavior of SILMs under different humidity conditions and upon exposure to different chemical environments is essential for their application in gas separation processes. Particular focus on operating conditions may be recommended: testing the efficiency of SILMs at high pressures; testing different binary gas mixtures compositions, ranging from pure CH 4 to either pure CO 2 or N 2 , depending on the separation envisaged; testing gases with different humidity contents and performing long-term experiments. submicroniques, combiné à un IL de tension superficielle élevée, devrait générer des SILMs plus stables, adaptées aux applications à pression transmembranaire modérée ou élevée. Ainsi, des supports PBI à porosité aléatoire (RPBI), obtenus par séparation de phase, ont été largement utilisés. En outre, la polymérisation des RTILs peut fournir d'autres avantages en termes de sécurité, de stabilité et de propriétés mécaniques. Dans cette étude, trois classes de SILMs à base de PBI, avec le IL protique 1-H-3-methylimidazolium bis(trifluoromethane sulfonyl)imide (IL), le monomérique 1-H-3-vinyllimidazolium bis(trifluoromethane sulfonyl)imide (MIL) et le polymérique poly[1-(3Himidazolium)ethylene] bis(trifluoromethanesulfonyl)imide (PIL) ont été fabriqués avec succès et caractérisées en perméation de gaz purs. Des membranes permsélectives au méthane ont été obtenues, qui sont très prometteuses pour la séparation de mélanges de gaz tels que CH 4 /N 2 .

  

  

  

Table 1 . 1 :

 11 Targets for proton exchange membranes for transport application according US DOE12 

	Characteristic	2015 Traget	2020 Traget
	Maximum operating temperature	120 °C	120 °C
	Minimum electrical resistance	>5600 ohm cm 2	1000 ohm cm 2
	Conductivity	100 mS cm -1	100 mS cm -1
	Area specific proton resistance	0.072 Ω cm 2	0.02 Ω cm 2
	Hydrogen/oxygen crossover at 1 atm	2.4 mA cm -2	2 mA cm -2
	Cost	20 USD/m 2	20 USD/m 2
	Durability	2500 h	5000 h

Table 1 . 2 :

 12 Features of different types of fuel cells2, 14 .

	Fuel cell	Electrolyte Charge	Operating	Fuel	Electrical	Applications
	Type		carrier	temp ( °C)		Efficiency (%)	
	AFC	Alkaline	OH¯	90-100	H 2 Pure	60	Military, Space
		Polymer	H +	50-90* &	H 2 , fuel	60	Backup power,
	PEMFC			120-200**	Reformed	(Transportation)	Portable power,
						25-35	Transportation
						(Stationary)	
		Polymer	H +	60-130	CH 3 OH	20-25	Consumer goods,
	DMFC 15						laptops, mobile phones
		Phosphoric	H +	150-200	H 2 , fuel	>40	Distributed
	PAFC	acid			Reformed		power
		Solid oxide	O -2	600-1000	H 2 , fuel	35-45	Large distributed
	SOFC				Reformed		generation
		Molten	CO 3 -2	600-700	H 2 , fuel	45-47	Large distributed
	MCFC	Carbonate			Reformed		generation

*Low temperature. **High temperature.

Table 1 . 3 :

 13 Values of some physical parameters of few ionic liquids (adapted from Ref48 ).

	Ionic liquids	Density , d (gm/cm 3 )	σ (mS.cm -1 ) at 30 °C49	T d ( °C)
		25 C°		
	[MMIM][TFSI]	1.55	11.0	-
	[EMIM][TFSI]	1.51	11.0	455
	[BMIM][TFSI]	1.43	4.6	439
	[HMIM][TFSI]	1.37	2.7	-
	[OMIM][TFSI]	1.32	1.6	-
	[BMIM][TfO]	1.29	3.6	392
	[BMIM][PF 6 ]	1.37	1.9	349
	[BMIM][BF 4 ]	1.14	4.5	403

Table 1 .

 1 W/cm 2 is obtained at 0.5 V and 180 °C for PA doped PDC composite membranes. From the same group[START_REF] Hooshyari | Novel composite membranes based on dicationic ionic liquid and polybenzimidazole mixtures as strategy for enhancing thermal and electrochemical properties of proton exchange membrane fuel cells applications at high temperature[END_REF] , the composite membranes based on polybenzimidazole (PBI) and dicationic ionic liquid 1,6-di(3-methylimidazolium) hexane bis (hexafluorophosphate) (PDC 6 ) or monocationic ionic liquid 1-Butyl-3-methylimidazolium hexafluorophosphate (PMC 4 ) were prepared with solution 4 reviews the current literature concerning the PBI-IL based blend/blend HT-PEMFC from similar materials proposed in this thesis.

	Recently Hooshyari et al 57 prepared two types of innovative composite membranes based on
	polybenzimidazole (PBI) containing dicationic ionic liquid 1,3-di(3-methylimidazolium) propane bis
	(trifluoromethylsulfonyl) imide (PDC 3 ) and monocationic ionic liquid 1-hexyl-3-methylimidazolium
	bis (trifluoromethanesulfonyl) imide (PMC

study, PBI/HMI-Tf membranes with different HMI-Tf concentrations have been prepared, and maximum conductivity reached to 16 mS. cm -1 at 250 °C under anhydrous conditions. Our group

56 

developed composite blend PEMs based on ionic liquids encapsulated in large pore zeolites and PBI for HTPEMFC applications. Adding 1-H-3-methylimidazolium bis(trifluoromethanesulphonyl)imide

([HMIM][TFSI]

) in commercial zeolites to a PBI casting solution has been applied for HTPEMFC applications, and the achieved maximum proton conductivity was 54 mS.cm -1 at 200 °C with the best membrane composition. The development of PEMs from the incorporation of poly (2,5benzimidazole) (ABPBI) in phosphoric acid (H 3 PO 4 ) and ionic liquid (IL) 1-butyl-3ethylbenzimidazolium dihydrogen phosphate (BEBzIM-H 2 PO 4 ) was reported

53 

. Maximum conductivity of 0.1 mS.cm -1 at 150 °C was achieved from 50% IL and 50% phosphoric acid impregnation. Mamlouk et al

55 

developed PBI-Diethylamine bisulphate/sulphate ionic liquid HTPEMFC application. Composite hybrid membranes were fabricated at different composition ratios PBI/xDESH. The ionic conductivity of the hybrid membrane significantly increases with increased temperature and ionic liquid content and reaches a maximum value of 40 mS. cm -1 at 200 °C in the PBI/12DESH membrane. 6 ) as electrolyte for high temperature fuel cells applications under anhydrous conditions. The highest proton conductivity of 81 mS/cm is achieved for PA doped PDC 3 composite membranes with PBI/IL mole ratio: 4 at 180 °C. A power density of 0.44

Table 1 . 4 :

 14 Summary of current progress concerning dense/blend PBI-IL based HT-PEMs

				σ
	System	IL/PIL name	T ( °C)	(mS.cm -1 )
	Blend of			
	PBI+H 3 PO 4 +IL 51			

Table 1 .

 1 5 reviews the literature concerning the porous polymer membranes embedded with different electrolytes (other than porous PBI+IL combination).

Table 1 .5: Summary of some progress concerning porous polymer membrane-electrolyte based PEMs. Porous support electrolyte Operation conditions σ (mS.cm -1 )

 1 

	Polytetrafluoroethylene	Poly(vinylsulfonic acid/acrylic acid)	130 °C	70
	(PTFE) 74				
	Polybenzimidazole	Phosphoric acid (70 wt%)	140 °C	50
	(PBI) 75				
	Matrimid 76	Triethylammonium trifluoromethane	130 °C	20
		sulphonate[TEA][TFSO 3 ]		
	Poly(vinylidene	Tetrabutylammonium	4-	30% RH,	7.8
	fluoride) (PVDF) 77	vinylbenzene			75 °C
		sulfonate	(TVS)-	Cross-linked	
		sulfonated polystyrene (CSPS)	

Table 1 .6: Summary

 1 of current progress concerning porous PBI-IL based HT-

	. proposed highly porous (83.1

PEMs System IL/PIL name T ( °C) σ (mS.cm -1 ) Power density (mW.cm -2 )

  

	Porous	1-H-3methylimidazoliumbis	150	1.5	39
	PBI+IL 78	(trifluoromethanesulfonyl)imide		
			[HMIM] [TFSI]		
	Porous PBI+IL+	1-ethyl-3-methylimidazolium	160	60	297
	H 3 PO 4	80	bis(trifluoromethanesulfonyl)imide		
			[EMIM] [TFSI]		

1.7.3. Phase Separation MicroFabrication (PSµF)

  

	membranes for life support (water production, hemodialysis, controlled drug delivery) and for
	separation processes in chemical, pharmaceutical and food industry.		
	Phase separation MicroFabrication (PSµF) is a versatile microfabrication technique, capable to
	structure a very broad range of polymers, including block copolymers, biodegradable and conductive
	polymers without the need for cleanroom facilities. PSµF is a technique that is used to produce
	polymer films with patterned surfaces developed at University of Twente in 2003 88 . PSµF combines
	the technique of phase inversion to fabricate membranes with the use of molds to fabricate negative
	replicates, i.e. microtransfer molding (Figure 1.14). The fabrication of microsieves is based on casting
	a polymer solution on a mold that contains uniform microstructures (Figure 1.14.A), for example,
	pillars or cones				
	1	2	3	4	5
	Phase separation/inversion is a chemical phenomenon exploited in the fabrication of artificial
	membranes. It is performed by removing the solvent from a liquid-polymer solution, leaving a
	porous, solid membrane. Phase separation processes have been extensively used to produce

Table 1 .7: Kinetic

 1 diameter and critical temperature of various molecules

	4, (30-65% in volume), CO 2 (25-50% in volume), N 2 (1-15% in volume) and
	with some trace gases 95-97 . As a landfill ages, gas generation decays, generating gas with lowered
	methane content and sometimes with discontinuous flow. Landfill gas (LFG) with high methane
	content is reasonably lead to burn and on current landfill sites is normally used to generate
	electricity. This prevents local pollution problems and significantly reduces the potential impact on
	global warming from the landfill site. Nevertheless, when the methane content of the landfill gas
	drops below a certain level (approximately 35-40% in volume) it cannot be used to generate
	electricity and the gas will require to be flared instead. Once the methane content drops again
	(approximately 20% in volume), there is absolutely not sufficient methane to keep a flare alight.
	Then the gas is classified as low calorific landfill gas and it is presently vented untreated into the
	atmosphere where it acts as a greenhouse gas above 20 times more powerful than carbon dioxide
	spot 95, 97 . Low methane content LFG is not appropriate for feeding engines and is usually flared. This
	type of landfill gas may be enhanced by recovering CH 4 from main stream 97 .
	The inevitability and noticeable significance of separation technology in numerous areas of energy
	and chemical industries is fully recognized. Particularly, a major growth can be identified in
	development of technologies related to the separation of gaseous species. A separation mechanism
	based on molecular size works well in only if the differences between the kinetic diameters of the
	gas molecules are sufficiently high, but becomes less effective when the differences get smaller. As
	shown in table 1.7, methane and nitrogen are almost identical in size (methane d=3.8 A°, nitrogen d=
	3.64 A˚), conventional separation technology cannot be worked to successfully separate N 2 from
	high-N 2 content natural gas.

Table 1 .8: Cost

 1 comparison for removal of 8% nitrogen from subquality natural gas adapted from

	Scholes et al. 93 .

Technology Total capital cost (US$/ Mscfd) Processing cost (US$/ Mscf)

  

	the material, membranes are normally categorized as inorganic (ceramic, metallic, carbon molecular
	sieves, silica, zeolites, metal organic supports), organic (polymeric membranes) and Mixed Matrix
	Membranes (inorganic-organic composite membranes) 98 .	
	The advantages of polymeric membranes specifically mechanical properties, low cost, synthetic
	feasibility, and large-scale fabrication chosen them more advantageous materials related to
	inorganic membranes for gas separation. Polymers are the simply processed material for membrane
	fabrication. They consist of excellent flexibility in their composition and modification is
	uncomplicated make them a better option 99 .		
	Membrane-based nitrogen separation has a potential market in smaller natural gas operations, for
	this separation, membranes can either be N 2 permeable or CH 4 permeable. In general glassy
	polymers are nitrogen permeable, while rubbery polymers are methane permeable 93 . For a 10% N 2
	in CH 4 mixture, Baker 94 has shown that a membrane requires a CH 4 /N 2 selectivity of 6, however
	Cryogenic distillation	1184	1.30
	Membranes	277	0.30
	Membranes for natural gas processing were first commercialized in the 1980s, and have been the
	leading membrane gas separation process since then. Membrane technology is a powerful tool for
	gas separation processes because of their manufacturing and economical advantage and it can bring
	many advantages compared to other conventional separation technologies, namely the small scale
	of the equipment, reduced environmental impact, ease of incorporation into existing processes, low
	energy consumption, and operating costs. Membranes separate gasses based on the differences in
	physical and/or chemical interactions between the different gasses and the membrane material,
	which permit for some components to pass preferentially through the membrane. Depending upon

there are no membranes that can achieve this level of selectivity

[92][93] 

. For a 10% N 2 in CH 4 mixture, membrane requires a N 2 /CH 4 selectivity of 17 to achieve the same level of separation in a single stage, but the best nitrogen-selective membrane currently known has a nitrogen selectivity of 2.5, which is far below the value required; this is why methane-permeable membranes are needed for this separation. The best methane-selective membrane (Polyamide-polyether copolymer-PEBAX 2533) currently known has a CH 4 /N 2 selectivity of 4.2 with 20 barrer permeability of CH 4 . Polybenzimidazole (PBI) has received attention in the late 1960s as a membrane material; aliphatic polybenzimidazole was first invented by Brinker and Robeson. Soon after, Vogel and Marvel synthesized aromatic polybenzimidazole. Because of operability of PBI at extreme harsh conditions provided usage of this material in fire controlling for asbestos replacement, reverse osmosis, hydrogen purification, fuel cells

Table 1 . 9 :

 19 Gas permeabilites and corresponding permiselectivities of SILMs having imidazolium Versteeg, L. A.; van Rijn, C. J.; Wessling, M., Phase separation micromolding: a new generic approach for microstructuring various materials. Small 2005, 1 (6), 645-55. 92. Lokhandwala, K. A.; Pinnau, I.; He, Z.; Amo, K. D.; DaCosta, A. R.; Wijmans, J. G.; Baker, R. W., Membrane separation of nitrogen from natural gas: A case study from membrane synthesis to commercial deployment. Journal of Membrane Science 2010, 346 (2), 270-279. 93. Scholes, C. A.; Stevens, G. W.; Kentish, S. E., Membrane gas separation applications in natural gas processing. Fuel 2012, 96, 15-28. 94. Baker, R. W.; Lokhandwala, K., Natural Gas Processing with Membranes: An Overview. Industrial & Engineering Chemistry Research 2008, 47 (7), 2109-2121. 95. David Browell, M. G., Daniel Pawson, James Shaughnessy, Control of landfill gas containing low concentrations of methane Environment Agency www.environment-agency.gov.uk March 2009, (Science Report -SC030305/SR2 ). 96. Yang, L.; Ge, X.; Wan, C.; Yu, F.; Li, Y., Progress and perspectives in converting biogas to transportation fuels. Renewable and Sustainable Energy Reviews 2014, 40, 1133-1152. 97.

	based cation and TFSI anion					
	IL	Support-temp	Gas permeability (Barrer) Ideal selectivity
			H 2	N 2	CH 4	CH 4 /N 2
	IM cation with					
	different anions					
	[C 4 MIM][BF 4 ]	Hydrophobic	33.7	9.6	3.4	0.35
		PVDF 119 -30 °C				
	[C 10 MIM][BF 4 ]	-	77.1	22.3	7.2	0.32
	[C 2 MIM][CF 3 SO 3 ]	Hydrophobic	37.2	14.3	21.1	1.47
		PVDF 120 -30 °C				
	[TFSI] anion with					
	different cations					
	[C 12 mpyr][TFSI ]	Hydrophobic		12	24.2	2.0
		PVDF 121 -20 °C				
	[P (14)666 ][TFSI]	Glass fiber 106 -30 °C		64	169	2.6
	[N (4)111 ][TFSI]	Glass fiber 122 -30 °C		41	63	1.53
	IM cation with					
	[TFSI] Anion					
	[C 2 MIM][TFSI]	PES 114 -30 °C		73.6	139	1.88
	[C n MIM][TFSI]	PES 123 -26 °C		12	16	1.33
	[C 2 MIM][TFSI]	Hydrophilic PES 124 -		51	94	1.84
		30 °C				
	[C 4 F 5 MIM][TFSI]	PES 123 -23 °C		12	17	1.41
	Among large diversity of ILs, those based on the TFSI anion with imidazolium cation typically present
	a higher permeability of CH					

4 . So far, all these reported SILMs (based on IMIM cation and TFSI anion) were prepared with aprotic ILs. 91. Vogelaar, L.; Lammertink, R. G.; Barsema, J. N.; Nijdam, W.; Bolhuis-Lombardi, L.; Carnevale, E. A., Analysis of an innovative process for landfill gas quality improvement. Energy 2016, 109, 1107-1117. 98. Tome, L. C.; Marrucho, I. M., Ionic liquid-based materials: a platform to design engineered CO2 separation membranes. Chemical Society reviews 2016, 45 (10), 2785-2824. 99. Bernardo, P.; Drioli, E.; Golemme, G., Membrane Gas Separation: A Review/State of the Art. Industrial & Engineering Chemistry Research 2009, 48 (10), 4638-4663. 100. Han, S.

Table 3 . 1 :

 31 Dimensions of circular shaped mask designs for SU-8 patterning

	Name	Diameter (µm)	Pitch (µm)
	S15	10	30
	S20	15	30

The SU-8 master fabrication was prepared by photolithography following our previous work

51 

. SU-8 2025 (MicroChem) was used to obtain layers 20 μm thick at 4-in Si wafer level (step S1) by spin coating 3000 rpm for 15 s (step S2). Following a soft bake step at 95 °C for 6 min, the SU-8 layer was exposed to UV light (step S3) through specifically designed masks for 8 s (see geometrical parameters in Table

3

.1 of the supporting information). A post exposure bake at 95 °C for 5 min was then carried out, before developing the SU-8 in propylene glycol methyl ether acetate (PGMEA), to obtain the SU-8 master (step S4). PDMS prepolymer solution was made by thoroughly mixing the silicon elastomer (Sylgard®184 supplied by Dow Corning) and the curing agent 184 in a 10:1 (v/v) ratio. The mixture was put under vacuum to remove air bubbles. Then, it was carefully poured onto the SU-8 master to cover its entire area, and finally cured at 80 °C for 30 min (step S5). The distance) of 30 µm were prepared: mold P15 with pillars 15 µm high and 20 µm in diameter; and, mold P20 with pillars 20 µm high and 18 µm in diameter, respectively.

Table 3 . 2 :

 32 Dimensions of PDMS molds used to fabricate straight porous PBI membranes

	PDMS Mold	Pillar dimensions (µm)	
		Height	Diameter
	P15	15	20
	P25	20	18

Table 3 . 3 :

 33 Resistance values obtained from Nyquist plot

	Temp (°C)	R 2 (Ω)	R 1 (Ω)
	100	0.221	0.332
	150	0.108	0.162
	200	0.071	0.113

Table 3 . 4 :

 34 Optimization Conditions for the Casting of P20 and P15 PDMS molds.

	PBI microsieve	Mold	PBI solution* (5 wt%) (g)	PBI Concentration in the casting solution (wt%)	PBI in the casting solution* (mg)	Open pores	Average thickness** (µm)
	P20-2	P20	2	1.13	100		No	21.8±0.6
	P20-1.8	P20	1.8	1.06	90		No	19.9±0.3
	P20-1.5	P20	1.5	0.88	75		Yes	16.5±0.9
	P20-1.3	P20	1.3	0.77	66		Yes	12.4±0.8
	P15-2	P15	2	1.17	100		No	10.8±0.2
	P15-1.6	P15	1.6	0.97	83		No	9.9±0.1
	P15-1.3	P15	1.3	0.77	66		Yes	8.2 ±0.8
	P15-1	P15	1	0.59	50		Yes	7.3±0.1
	P15-0.75	P15	0.75	0.44	37		Yes	4.9±0.2
	* For the casting of P20 and P15 mold at wafer level, i.e. filling of 0.11 cm	3 and 0.07 cm	3 respectively;
	**evaluated by SEM					

Table 3 . 6 .

 36 .13e. Main characteristics of the PIL-SPBI electrolyte membranes prepared for this work. Average from 3 different samples; 1 based on density of PIL; 2 based on gravimetry; 3 PA content in wt% of PA: equivalent to 9.5 doping level in molar ratio.

	Solvent	Water	MIL
	Sample	Contact angle	
	Dense PBI	83.2 ± 0.32	26.04±0.13
	SPBI	73.1± 0.21	23.02±0.11

*

Table 3 . 7

 37 

		PIL-UV 2 h			PIL-UV 2 h
		PIL-UV 1 h			PIL-UV 1 h
	Intensity (a.u)	PIL-UV 40Min	Intensity (a.u)		PIL-UV 40Min
		mIL	-CH=CH 2	-C=C-CN		mIL	-CH=CH 2
	1750 1700 1650 1600 1550 1500 Wave number (cm -1 )	1020	990 Wave number (cm -1 ) 960 930	900
		UV Time (Min)	FTIR I1662/1700 After UV exposure	% of Polymerization for pure PILs
		0		0.87		0
		40		0.09		89.2
		60		0.06		93.4
		120		0.02		97.2

: Degree of pure PIL polymerization In order to assess PBI interactions with the PIL, FTIR spectra of the pure PBI microsieve and the composite PIL-SPBI are shown in Figure 3.15.B. For SPBI, the very broad peak located between 3700 and 2400 cm -1 corresponds to the free N-H stretching, N-H•••H and H 2 O•••H hydrogen bond

Table 3 . 8 :

 38 Mechanical properties of the electrolyte membranes prepared for this work at room conditions.

	0	0	1	2	3	4	5	6	7	8
	Membrane		Young Modulus (GPa)		Tensile Stress (MPa)	Tensile strain (%)
	PIL*			0.21 ± 0.03			-		-
	P20-1.5-0%CL			1.80 ± 0.327			4.63 ± 1.085	7.12 ± 0.281
	P20-1.5-0.2%CL			2.20 ± 0.047			6.00 ± 0.374	5.80 ± 0.163
	P20-1.5-0.5%CL			2.49 ± 0.071			8.40 ± 0.173	4.50 ± 1.212
	P20-1.5-1%CL			2.60 ± 0.072		10.72 ± 2.161	2.57 ± 0.321
	AsymPBI**			1.4±0.18			46.9±3.2	39.7±9.8
	* Data from 37, 39 ; ** Data from Asymmetric PBI membrane 83% porosity 48 .

Table 3 . 9 .

 39 Slope and R 2 values of PIL-SPBI electrolyte membranes as a function of crosslinking.

				SLOPE (m)	
	Membrane				
		70°C -100°C	R²	100°C -150°C	R²
	P20-1.5-0%CL	2742	0.948	1498	0.988
	P20-1.5-0.2%CL	2850	0.982	1635	0.982
	P20-1.5-0.5%CL	3006	0.971	1804	0.990
	P20-1.5-1%CL	3295	0.970	1924	0.990

  3-methylimidazolium bis(trifluoromethanesulfonyl)imide, [EMIm][Tf 2 N], as porogen agent. Proton conductivity values above 60 mS•cm -1 at 160 °C were reported upon phosphoric acid doping (23.6 as doping level). Van de Ven et al 2 . described the fabrication of macrovoid-free randomly porous PBI membranes (65.6 vol.%) impregnated with H-3-methylimidazolium bis(trifluoromethanesulfonyl) imide, [HMIm][Tf 2 N], ionic liquid. The proton conductivity and power density of such PBI/IL membranes were 1.86 mS•cm -1 at 190 °C and 0.039 W•cm -2 at 150 °C, respectively. However, ILs tend

Table 4 . 1 :

 41 Dimensions of the molds used for LIPSµM.

	Mold	Pillar Shape	Pillar Height (µm)	Base diameter(µm)	Periodicity (P d ) (µm)
	P	Pyramid	20	8	15
	P1	Pyramid	18	10	15
	C	Cylindrical	20	9	15

Table 4 . 2 .

 42 Casting parameters used for the fabrication of HPBI microsieve supports with a P-type

	mold		
	S.No.	HPBI microsieve code	Casting distance cd (µm)
	1	P-3µm	3± 1
	2	P-5µm	5± 1
	3	P-15µm	15±1
	4	P-25µm	25±1
	5	P1-3µm	3± 1
	6	P1-5µm	5± 1
	7	P1-10µm	10± 1
	8	C-10 µm	10± 1

Table 4 . 3 .

 43 Main characteristics of the HPBI microsieves fabricated by LIPSµM.

		Macropore		Thickness		Porosity e
	Microsie	dimensions (µm)	Periodicity	z (µm)		(%)
	ve code	Diameter*	Height	(µm)	Total	Skin layer Total Intrinsic # Intrinsic/Macro
	P-3µm	9.1±0.1	12.1±0.1	14.9±0.1 12.4±1	-	61.2	53.8	7.2
	P-5µm	8.7±0.1	15.5±0.1	15.4±0.1 15.8±1	0.3±0.2 57.1	49.7	6.7
	P-15µm	8.9±0.1	19.5±0.1	15.5±0.1 30.6±1 11.1±02 46.1	38.7	5.2
	P-25µm	8.9±0.1	19.5±0.1	15.5±0.1 40.2±1 21.1±02 42.5	35.1	4.7
	P1-5µm	10.2±0.1	16.7±0.1	15.7±0.1 20.5±1 3.8±0.1	-	-	-
	P1-10µm 10.5±0.1	14.3±0.1	15.4±0.1 22.6±0.3 8.3±0.2	-	-	-
	C-10µm	8.6±0.1	17.8±0.1	14.7±0.1 24.5±0.3 6.7±0.1	-	-	-

*mold side; # evaluated by subtracting the nominal macro porosity, i.e.7.4%, from total e.

Table 4 .

 4 

4 

summarizes the list of prepared PIL-HPBI polymer electrolyte membranes (PEMs) with and without any cross-linker (CL).

Table 4 . 4 .

 44 Main characteristics of the PEMS prepared for this chapter.

	PEM code	Thickness z (µm)	CL content (mol %)		PIL content (wt %)	
				Theoretical¹	Exp 2	TGA
	P-25µm-PA	45.1±1	-	-	310 3	
	P-25µm-0%CL	45.6±1	0	42.7	63.3	65
	P-25µm-0.2%CL	43.5±1	0.2	45.0	59.4	65
	P-25µm-0.5%CL	44.1± 1	0.5	45.2	54.6	46
	P-25µm-1%CL	45.1±1	1.0	47.5	49.5	43
	P-15µm-0%CL	32.5±1	0	43.8	67.4	-
	P-15µm-0.2%CL	33.1±1	0.2	43.4	59.6	-
	P-15µm-0.5%CL	34.2±1	0.5	47.5	49.7	-
	P-15µm-1%CL	34.0±1	1.0	47.2	46.2	-
	PIL/SPBI-1%CL 4	24.0±1	1.0	55.4	58.5	59.3
	PIL/RPBI-1%CL 5	120.0±3	1.0	82.5	86.5	78.6

1 theoretical value based on PIL density and membrane porosity; ²experimental value based on gravimetry measurements; ³PA content in wt.% of PA, equivalent to a 9.5 doping level; 4 Data from 27 ; 5 Data from 1 .

Table 4 . 5 .

 45 Mechanical properties of the PEMs prepared for this chapter Data from 1 ; ** Data from dense PBI membrane after H 3 PO 4 doping

	PEM code	Young Modulus (GPa)	Tensile Stress (MPa)
	P-25µm-0%CL	0.90 ± 0.04	2.5 ± 0.5
	P-25µm-0.2%CL	1.20 ±0.01	3.4 ± 0.3
	P-25µm-0.5%CL	1.40 ± 0.07	4.1 ± 0.8
	P-25µm-1%CL	1.60 ± 0.02	5.3 ± 0.5
	PIL/RPBI-1%CL	0.19±0.09	1.2±0.03
	PIL *	0.21±0.03	-
	Dense PBI **	0.08	9.4
	P-25µm ***	0.20 ±0.02	0.9±0.7

* 

Table 4 . 6 .

 46 Activation energy values of PIL-HPBI electrolyte membranes as a function of cross-linker

	content and skin layer thickness.			
	PEM	Slope (m)	Ea(kJ/mol)	R²
	P-25µm-0%CL	2062	17.1	0.998
	P-25µm-0.2%CL	2556	20.3	0.983
	P-25µm-0.5%CL	2595	21.0	0.998
	P-25µm-1%CL	2628	21.8	0.999
	P-15µm-0%CL	2020	16.8	0.998
	P-15µm-1%CL	2477	20.6	0.999
	Some replica conductivity measurements were also performed for both heating (from 70 to 150 °C)

Table 4

 4 

.3 (see SEM cross-section views in Figures 4.

6

.D and 6.E). Thus, the PEM membranes derived from P-25µm microsieves, with 21 µm thick skin layer, lead to slightly lower
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 47 Surface topology characteristics of HPBI and RPBI supports measured by AFM.

	Microsieve support	Average roughness (Ra)	Square mean roughness (RMS)
		(nm)	(nm)
	HPBI-Top (Air side)	20.3	25.7
	HPBI-Bottom (Mold side)	50.5	67.4
	RPBI-Top (Air side)	45.3	55.6
	RPBI-Bottom (Glass side)	45.8	56.5

  , we report for the first time, usage of SILMs based on randomly porous PBI and protic ILs for gas permeation experiments. The objective of this work to develop and evaluate three classes of imidazolium)ethylene]bis(trifluoromethanesulfonyl)imide, to take advantage of the durability and thermal stability of the PBI in combination with the enhanced CH 4 gas permeability performance of protic ionicliquids with imidazolium cation and TFSI anion groups. The permeabilities of several single gases including CO 2 , N 2 , and CH 4 will be measured and then we will show how permeabilities change when the methyl group on imidazolium cation (at position 3) is replaced with vinyl group, as

	supported ionic liquid membranes (SILMs), based on PBI+ 1-H-3-methylimidazolium
	bis(trifluoromethane	sulfonyl)imide	(H-MIM	TFSI),	PBI+	1-Vinyl-3-H-imidazolium
	bis(trifluoromethane	sulfonyl)imide	(V-MIM	TFSI)	and	PBI+	poly[1-(3H-

Table 5 .

 5 1 summarizes the characteristics of the prepared SILMs. The experimental IL/MIL/PIL loadings calculated from simple weight measurements reasonably matches with those evaluated from TGA, but higher than theoretical values, due to the difficulty in wiping the excess of IL/MIL/PIL content.

Table 5 . 1 :

 51 Main characteristics of SILMs prepared for this work.

	Sample ref.	SILM		Loading (wt%)	
			Theoretical 1	Experimental 2	TGA
	1	RPBI-IL	73.5	82.4	70.4
	2	RPBI-MIL	77	86	83.1
	3	RPBI-PIL	82.5	86.5	78.6

1 Theoretical wt.% gain based on density of IL/MIL/PIL and porosity of the membrane; ²based on weight measurement.

  permeabilities of dense PBI support are very low i.e. 0.3, 0.009 and 5 barrers for CO 2 , CH 4 and H 2 respectively. The experimental permeabilities of SILMs in this work are between 1.7 to 217 barrer for CO 2 , 6 to 535 barrer for H 2, and 12.2 to 724 barrer for CH 4 . These values validate the assumption that the IL or PIL

Table 5 . 2 :

 52 Ratio for the single gas permeability values through RPBI-MIL and RPBI-IL membranes.

		Temp ( °C)	MIL-P N2 /IL-P N2	MIL-P CH4 /IL-P CH4
		60	1.5		2.5
		90	4.1		2.9
	Anderson et.al. methylimidazolium	bis(trifluoromethylsulfonyl)imide([C 6 MIM	TFSI])	and	1-butyl-3-

7 

presented the experimental results for CO

2 

and CH 4 solubilities in different aprotic ILs, i.e. 1-hexyl-3-methylpyridinium bis(trifluoromethylsulfonyl)imide ([C 6 MPy TFSI]); 1-hexyl-3methylimidazolium bis(trifluoromethylsulfonyl)imide([BMIM TFSI]). These ILs are similar to those used in this work (imidazolium-based cation and the same TFSI anion). The solubility results are reported in

Table 5 .

 5 3 as Henry's law constants (K H ) for CH4 and CO 2 at various temperatures. All Henry's law constants are calculated on a mole fraction basis. Large K H values corresponds to low gas while small K H values indicate high gas solubility.As far as we know, the ability of protic ILs to selectively transport CH 4 is surprising. In order to check the validity of these results, the solubility of CH 4 and CO 2 in [H-VIM TFSI] has been measured at 60 °C and it was found that the Henry constant value was very low i.e. 0.4 bar for CH 4 (high solubility). In the case of CO 2 , no pressure decay was observed over time, revealing a negligible CO 2 solubility in [H-VIM TFSI]. The vinyl group on imidazolium cation seems thus to be responsible for the high CH 4 solubility and associated CH 4 permeability through the corresponding SILMs. Furthermore, Henry constant (H) values for RPBI-MIL (HVIM TFSI) and RPBI-PIL (poly [HVIM TFSI]) were estimated from permeability measurements (Table5.3). The 'H' values for PRBI-PIL are out from the classical range

Table 5

 5 .4. These results are compared with literature data. The measured value of Ea (24.6 kJ/mol) for CH 4 permeability is lower (16%) than values reported in the literature for membranes prepared with different commercial supports (Alumina support, Ea =29.3kJ/mol)35 . The polymerization of the monomer (MIL)
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 54 Comparison of experimental and literature data for the activation energies (Ea) corresponding to single gas permeation through different types of SILMs.

	Support	Gas	IL	Ea (kJ/mol)
	Polysulfone (PSF) 37 CO 2	HMIM TFSI	17.3
	Alumina 35	CO 2	EMIM TFSI	8.03
	Alumina 35	CH 4	EMIM TFSI	29.3
	RPBI (this work)	CO 2	H-VIM TFSI based -PIL	54.8
	RPBI (this work)	CH 4	H-VIM TFSI based -PIL	24.6

.

  Membrane-based N 2 separation has a potential market in small natural gas operations. For such separations, membranes can either be N 2 permeable or CH 4 permeable. It was observed that the SILMs developed in this work can display relatively high CH 4 /N 2 ideal selectivity. The CH 4 /N 2 ideal selectivity for all the SILMs is plotted in Figure5.12 as a function of CH 4 permeability. It is clear that the performance of the SILMs developed in this work are very promising in comparison with literature data for polymeric membranes (adapted from Lokhandwala et al.1 and Scholes et al.

2 

) and for other SILMs (based on imidazolium cation and TFSI anion with different supports)

  14,[20][21][22][23][24][39][40] . The °C and higher than the values measured for RPBI-IL membranes at both 40 and 60 °C. Among all the prepared SILMs, RPBI-PIL displays the highest CH 4 /N 2 ideal selectivity, i.e. 7.6 with CH 4 permeability of 113 Barrer at 40 °C. Providing these results can be confirmed with membrane series, with gas mixtures and for long term experiments, the RPBI-PIL membranes appear as the most promising candidates for CH 4 upgrading applications.

Figure 5.12: Comparison of ideal selectivity vs. permeability values for the membranes prepared in this work and for series of SILMs and polymer membranes reported in the literature.
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 61 Comparison of our results with current progress concerning PBI-IL based HT-PEMs

					σ	
	System	PBI	IL/PIL name	T (°C)		Reference
		support			(mS.cm -)	
		type				
	Acid doped					
	PBI+H 3 PO 4 +IL 1	Blend	1-methyl-3-propylmethylimidazolium	150	2	1
			Dihydrogenphosphate [PMImH 2 ][PO 4 ]			
	PBI+ H 3 PO 4 +	Dense	1-H-3-methylimidazolium	200	54	2
	IL-NaY zeolite 2		bis(trifluoromethanesulphonyl)imide			
			([HMI][TFSI])			
	PBI+HCL+IL a 3	Dense	Diethylmethylammonium trifluoro	160	21	3
			methanesulfonate [DEMA][TfO]			
	ABPBI + H 3 PO 4	Dense	1-butyl-3-ethylbenzimidazolium	150	0.1	4
	+IL 4		dihydrogen phosphate (BEBzIm-H 2 PO 4			
	PBI + H 3 PO 4	Blend	1,3-di(3-methylimidazolium)propanebis	180	81	5
	+IL 5		(trifluoromethylsulfonyl)imide(PDC 3 )			
	PBI + H 3 PO 4 +	Blend	1,6-di(3-methylimidazolium) hexane bis	180	78	6
	IL 6		(hexafluorophosphate) (PDC 6 )			
	PBI+IL+ H 3 PO 4	Porous	1-ethyl-3-methylimidazolium	160	60	7
	7		bis(trifluoromethanesulfonyl)imide			
	PBI+ IL-	Blend	1-(3-aminopropyl)-3-methylimidazolium	175	35	8
	graphite-		bromide			
	oxide 8					
	Acid free					
	PBI+ IL 9	Blend	1-hexyl-3-methylimidazolium	250	16	9
			trifluoromethanesulfonate (HMI-Tf)			
	PBI + IL 10	Hybrid	Diethlyamine bisulphate/sulphate ionic	200	40	10
			liquid			
	PBI+PIL 11	Blend	poly(diallyl dimethyl ammonium	150	70	11
			trifluoride methane sulphonate			
	PBI+IL 12	Randomly	1-H-3methylimidazoliumbis	150	1.5	12
		Porous	(trifluoromethanesulfonyl)imide			
			[HMIm] [TFSI]			
	PBI +PIL 13	Randomly	1-H-3-vinylimidazolium	200	300	13
		Porous	bis(trifluoromethanesulfonyl)imide			
	SPBI +	Straight	1-H-3-vinylimidazolium	200	53.3	Our results
	Crosslinked PIL	Porous	bis(trifluoromethanesulfonyl)imide			
	HPBI +	hierarchic	1-H-3-vinylimidazolium	200	85	Our results
	Crosslinked PIL	al Porous	bis(trifluoromethanesulfonyl)imide			
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For such purposes, the PIL electrolyte modification by crosslinking with divinylbenzene has been chosen to improve its fluidity behavior and mechanical strength. The cross linker content boundary conditions selected for this study, from 0.2 up to 1 mol.%, have been stablished on the results from our previous work 37 where molar percentages values up to 7.2 mol.% were investigated.

The TGA and DTG termograms are shown in Figure 3.18.A and Figure 3.18.B respectively. The TGA curve of PIL-SPBI membranes indicates three main reaction stages. An initial weight loss over the temperature range of 50°-200°C•(particularly noticeable for pristine PBI microsieve), a second one over 300°-540°C (particularly noticeable for pure PIL) and a third one beyond 600°C were noticed.

The first weight loss is ascribed to the loss of absorbed water molecules and to the presence of traces of the photoinitiator (whose first onset temperature occurs at 200 °C).

Pure SPBI showed maximum weight loss (13.6%) in this region due to its hydrophilic nature (see Table 3.5). On PIL-SPBI samples, the % weight loss values are 6.1%, 7.3%, 8.2% and 4.7% for P20-1.5-0%CL, P20-1.5-0.2%CL, P20-1.5-0.5%CL and P20-1.5-1%CL respectively.

In particular, very low weight losses, 0.8%-1.5%) have been observed in all of the composite PIL-SPBI membranes within the 150°-200°C temperature range. The second and most noticeable weight loss was due to the decomposition of the PIL is centered at around 410°-450°C (vs. 405°C for pure PIL sample). The PIL degradation takes place within the range of 300°-540°C. Our study showed that the cross-linked samples started to decompose later due to the second peak become broader and shifted to higher temperature with divinylbenzene content. This effect is in agreement with an effective crosslinking.

Unlike pure PIL, a shoulder at around 490°-505°C was depicted on supported PIL membranes. The authors hypothesize that this event is related to the interactions between PIL and PBI support, already identified by FTIR (see Figure 3.15). Finally, the third weight loss, with an onset temperature above 600°C for the PIL-SPBIcomposites, was attributed to the decomposition of the PBI backbone.

Table 3.8 summarizes the mechanical properties of the electrolyte membranes prepared for this work. One of the vital requirements of PEM for practical operation relies on the mechanical stability.

Particularly, high storage modulus, and low swelling values are desirable 55 . In general, the mechanical properties of porous membranes depend on many factors e.g. the porosity, distribution, size and shape of the pores 48 . Although pure PILs electrochemically outperform PIL-SPBI composites; the mechanical properties reveal insufficient for FC applications, i.e the Young's modulus measured by incremental stretch relaxation tests is 215 MPa 37 . The strain-stress curves of the prepared PIL-SPBI membranes with and without cross linker are shown in Figure 3.19. As Polymer solutions were then outgassed for 2 h in order to remove all air bubbles. Addition of PVP controls macrovoid formation upon phase separation process while LiCl stabilizes the PBI solution.

PBI microsieves preparation

The casting device with an adjustable casting knife is shown in Figure 4.1. Distances between the casting knife and the mold were adjusted within 1 µm accuracy with the help of micrometric screws.

Casting distances (cd) were altered between 3 and 25 µm above pillar level. After casting, the mold with polymer solution was immersed for 30 min at room temperature (RT) into the coagulation bath (Fig. 4.2B) containing a NMP/water solution (50/50 wt%). Then, it was transferred into a non-solvent bath (pure water) at RT for 30 minutes in order to wash out NMP traces (Fig. 4.2C). The solidified PBI membrane, peeled off from the mold, was first immersed in ethanol for 30 min (Fig. 4.2D), and then in hexane for another 30 min in order to ensure complete water removal. Finally, in order to remove all volatile compounds, the as-formed membranes were sandwiched between two glass plates and placed in an oven at 150 °C. After the casting procedure, molds were cleaned by NMP and rinsed with acetone.

membrane was then removed out from the filter holder and the excess of ionic liquid on the membrane surface was wiped off with a tissue. Finally, 2-hydroxy-2-methylpropiophenone was added on the membrane top surface to initiate the photopolymerization process. For the polymerization, the composite membrane surface was exposed to UV lamp irradiation (Vilber Lourmat, with an intensity of 2.4 mW cm -2 and wavelength ~365 nm) for 2 hours on each side to get composite PIL-HPBI membrane. Three types of cross-linked PIL-HPBI membranes were prepared by varying the amount of cross-linking agent divinylbenzene: from 0.2 to 1.0 mol % (referred to the MIL). After polymerization, the composite membranes were gently wiped from any residuals with lab paper and acetone. The amount of PIL in the membranes was determined by weight measurements.

Characterization methods

Porosity

The porosity of the as-prepared HPBI microsieve supports was evaluated by immersion in n-butanol for 2h according to the protocol published elsewhere 24 . The porosity (e) was calculated using following equation:

where w B is the amount of absorbed n-butanol, ' B the density of n-butanol, w M the weight of HPBI microsieve support and ' M its density.

Scanning Electron Microscopy (SEM)

The morphology and thickness of as-prepared HPBI microsieves and derived PIL-HPBI membranes were investigated by Scanning Electron Microscopy (SEM, JSM 6010LA operating at 5kV). The tabulated values result from an average of at least 3 different samples. SEM samples were dried under vacuum at 60 °C for 15 h and coated with a thin gold layer (Balzer Union SCD 040 sputtering at 210 V and 13 mA, during 180 s in 10 mbar Ar atmosphere). Both pore diameters and their periodicity were measured by using SemAfore software.

Atomic Force Microscopy (AFM)

AFM measurements have been carried out in tapping mode using a NSG30 ND-MDT tip (Multimode initiator (2-hydroxy-2-methylpropiophenone) was added on the membrane top surface to initiate the photopolymerization process. In order to obtain the composite crosslinked RPBI/PIL membranes, each side of the membrane surface was exposed for 2h under a 365 nm UV lamp (Vilber Lourmat, with an intensity of 2.4 mW cm-2). After polymerization, the membrane was gently wiped from any residuals with lab paper.

Characterization methods

Porosity

The porosity of the as prepared RPBI membranes was determined by a helium displacement pycnometer (MicroMetrics AccuPyc 1330) equipped with 1 cm 3 sample module. The herein reported porosity values were evaluated for PBI microsieves above 50 cm 2 in surface area. Porosity was calculated using following equation.
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For all the samples, the reproducibility of the measurements was typically within ±0.01% of the nominal porosity value.

SEM characterization

Morphology, thickness, and pore size, of the as prepared RPBI membranes were studied by scanning electron microscopy SEM (FEI INSPECT 50).

Transmission Electron Microscopy (TEM)

The membranes were embedded in epoxy resin, and ultrathin slices (about 50nm thickness) were cut with an ultramicrotome (Leica EM UC7) at room temperature. These slices were placed on TEM copper grids with carbon film, and analyzed by Transmission Electron Microscopy in a Tecnai T20 (FEI Company), at a working voltage of 200KV. TEM Bright Field Images were acquired with a sidemounted Veleta CCD Camera.

Atomic Force Microscopy (AFM)

AFM measurements have been carried out by tapping mode using NSG30 ND-MDT tip (Multimode 8 system, Veeco/Bruker) with force constant around 22-100 N/m. Roughness average (Ra) and Root Mean Square (RMS) are both representations of surface roughness, but each is calculated differently. Ra is calculated as the Roughness Average of a surface, measured from microscopic

Where l is the film thickness and θ is the time lag determined from the plot.

For permeability calculations, the mathematical treatment for thin films based on Fick's second law and reported by Crank 27 was used. The permeability coefficient was calculated using following equation.

Where P (mol.m -1 .s -1 .Pa -1 ) is the permeability coefficient, V (m 3 ) is the apparatus volume of the apparatus; L (m) is the membrane thickness, A (m 2 ) is the membrane surface area, V m (m 3 .mol -1 ) is gas molar volume at STP, and P 1 (Pa) is the applied pressure.

All the permeability values are reported in Barrer. This unit is defined as follows:

1%-8??:? = 10 }\e % I~•(^P")IĨ ~²%@%I~€ ` In conclusion, the differences in gas permeability through the SILMs prepared with different carbon chain length on the imidazolium cation, for the same anion (TFSI), is discussed. The CH 4 permeability increases with the carbon chain length on the IL cation, at all the tested temperatures in the range 60-90°C. The increase in permeability with the carbon chain length is likely due to higher free volume in the IL. Overall, the alkyl chain length has a major effect on CH 4 permeability through the SILMs.
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