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Résumé :

Cette thèse CIFRE adresse le développement de diodes laser, émettant à 975nm, de très forte puissance, rendement à la prise élevé, et stabilisées en longueur d'onde pour pompage de fibres dopées Er/Yb et réalisation de lasers à fibre. La thèse a été développée dans le cadre d'un partenariat étroit entre le Laboratoire IMS, le GIE III-V Lab, principal fondeur français de composants à semiconducteurs III-V pour des applications électroniques et photoniques, et THALES Research & Technology à Palaiseau en région parisienne. Un travail en profondeur de caractérisation et d'analyse a porté sur les aspects thermiques qui contribuent, en particulier, à limiter les niveaux de puissance optique de sortie. Dans ce cadre, nous avons réalisé un ensemble de caractérisations complémentaires au GIE III-V lab et à l'IMS nous permettant d'envisager des solutions correctives d'optimisation technologique portant en particulier sur la profondeur de gravure définissant la largeur de la zone d'émission et la nature du substrat dissipateur. Ces solutions ont été proposées à partir de modélisations physiques mises en oeuvre avec un simulateur dédié, propriété de III-V Lab et de simulations par éléments finis thermiques et thermomécaniques (approche multiphysique) de la structure microassemblée définitive. Ces travaux se sont prolongés par la fabrication et la caractérisation électro-optique et thermique de plusieurs structures verticales : LOC (Large Optical Cavity), SLOC (Super Large Optical Cavity) et AOC (Asymetrical Optical Cavity). Les diodes laser de type LOC et SLOC sont stabilisées en longueur d'onde en intégrant un réseau de Bragg (DFB). Une puissance optique de 8W avec une efficacité de 60% a été obtenue ; ce qui permet de situer ces travaux à l'état de l'art international notamment vis-à-vis de ceux publiés par l'Institut Ferdinand-Braun. L'originalité des travaux menés dans cette thèse nous a permis d'avoir accès à une bourse du Cluster européen « Laserlab » (The Integrated Initiative of European Laser Research Infrastructures), pour conduire des campagnes d'expérimentation à l'Institut Max Born à Berlin dans le groupe du Dr J.W. Tomm. Les travaux ont porté sur la caractérisation thermique de ces diodes laser de forte puissance émettant à 975nm, à double hétérostructure symétrique et asymétrique (SLOC et AOC), en utilisant des techniques complémentaires (microphotoluminescence, photoluminescence résolue en temps, spectroscopie de photocourant et mesures L-I pulsées) et permettant d'évaluer le type de contraintes résiduelles apportées par les étapes de report de la diode Laser ainsi que la cinétique de dégradation catastrophique de type COD.
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I. GENERAL INTRODUCTION

This "CIFRE" PhD study, supervised by IMS Laboratory and III-V lab, takes part of a large project, funded by the French Ministry of Defense (DGA), namely "LAFIP SOMUST" (Laser à Fibre Pulsé à base de SOurce semi-conductrice Multimode STabilisée en longueur d'onde). The main objective of this project was to develop a pulsed fiber laser Er/Yb at 1.55µm through an active collaboration between Thales Research and Technology (TRT), III-V lab for the development of the pump source and the KEOPSYS company in charge of the integration of the pump source in the fiber laser.

High-power laser diodes (LDs) emitting near of 980nm are more and more used to provide the optical power for fiber lasers or amplifiers pumping mainly addressing LIDAR and micromachining applications. The Yb, Er and Yb/Er doped optical fibers have a very narrow absorption line close to 975nm but a higher absorption compared to the 915nm-940nm surrounding wavelength region. Most Yb or Er/Yb doped fibre lasers currently use 915nm-940nm emitting devices. It is due to the broad absorption spectrum of Yb or Yb/Er glasses in this range and to the properties of current F-P pump LDs spectral properties. However, the three times higher absorption at 976nm permits to reduce fiber length and avoids non-linear effects as far as possible. For that, the spectral width of the pump source needs to be lower than 1nm [4].

Multimode 975nm Fabry Perot (F-P) pump LDs are still the best candidates as pump source for these applications and their wavelength stabilization as a function of temperature is now possible. However, the global market pressure drives the unit price down while maintaining high levels of performances and reliability, needing continuous improvement in terms of optical power output and slope efficiency (𝜂 𝐸 ). Regarding intrinsic performances of the LDs, high optical power front facet output (10W for a 4mm cavity length) and high value of 𝜂 𝐸 (~ 0,9W/A) are now achievable, particularly due to efforts carried out on reduction of internal losses and series resistance but above all on robustness of laser facet to well-known Catastrophic Optical Mirror Damage (COMD) failure [3]- [2]. Nevertheless, due to temperature shifting, high-cost temperature stabilization setup or external wavelength-lock devices such as Volume Bragg Gratings (VBG) are mandatory to maintain pumping efficiency and stability [5]. In order to reduce such additional high cost and the inconvenient use of external devices in particular for their sensitivity to mechanical disturbances, high-power monolithically wavelength-stabilized lasers such as distributed Bragg reflector (DBR) and DFB lasers are today under active investigations to achieve the best compromise between optical output power versus temperature drift [1].

A 10W pumping source operating in CW regime is mandatory for the development of pulsed fiber laser Er/Yb at 1,55µm delivering a pulsed peak optical power over 1KW at 25°C. But because of the narrow spectral absorption of Er/Yb fiber, the pump source must have a narrow spectral width, typically Δ𝜆 < 1𝑛𝑚, with a thermally stabilized central wavelength of 975nm (< 0,1nm/K).

At this wavelength, the absorption is three times bigger than at 915nm, hence the fiber length can be reduced and consequently can avoid non-linear effects in the fiber. The fiber laser must operate without thermal regulation but a high level of WPE (> 60%) is mandatory and a spectral stability is required for the pump source. These requirements must be fully covered with a LD pump source including DFB grating and some dedicated performances are detailed at the beginning of this manuscript.

This PhD study aims to develop, fabricate and characterize a new technology of DFB high-power LD (with a 90µm width over 2, 3 and 4mm cavity length including a patterned 2 nd order grating layer) emitting at 975nm to fulfil the requirements of the "LAFIP SOMUST" project. However, the momentum for increasing performances of such devices is still present in particular to operate at the highest level of emission power and reject the Catastrophic Optical Damage (COD) level threshold as far as possible. It is well documented now to consider that failure due to a change in optical properties can arise from two main failure mechanisms both largely activated by temperature:

 Enhanced optical loss due to a localized (at the facet) degradation of the active region (QW) itself which leads to optical absorption and/or scattering (Catastrophic Optical Mirror Damage COMD).

 Bulk damage or defects of material around the active region which absorbs and/or scatters light.

COD-like failure corresponds to a sudden degradation mechanism that affects edge-emitting LDs in particular when operated at elevated levels of emission power. In most cases, COD starts at one of the cavity mirrors, i.e. laser facets, while sometimes defects within the gain medium inside the cavity also initiate the COD process. There are numerous reports on COD effects and kinetics, most of them relying on the analysis of the resulting damage pattern after the COD is triggered. For high-power broadband LDs, works have been initiated since few years ago in particular by the research group of Dr J. W. Tomm from the Max-Born Institut in Berlin. His Group has produced many background and reference papers on experimental and theoretical study of temperature distributions inside the bulk and at the facets. Nevertheless and although these huge improvements, COD is still a major concern thus limiting performances and operating reliability of such devices since the COD threshold is more and more rejected towards high current values and COD sensitivity is more and more difficult to predict on fresh devices.

This PhD manuscript is divided into four main chapters.

 Chapter I will give a brief state-of-the-art of infrared LD technologies and in particular, the different vertical structures reported by the major research and industrial leaders in the field.

The objective is to emphasize on the advantages offered by the III-V lab technology regarding the other competitors. Then, a second section is devoted to the general background on semiconductor Laser diode heterostructures and description of optical resonators including a distributed feedback structure (DFB). The different electro-optical parameters and in particular related to DFB laser resonators are presented and discussed. From an exhaustive evaluation of literature, a last section addresses a brief overview of the LDs global market and in particular, a state-of-the-art performances review of high-power LDs emitting at 975nm will be given over the last 20 years.

Finally, the context and the motivation as well as the objectives of the study will be described.

Regarding the targeted application, we will demonstrate that most of the requirements must be fully covered with a LD pump source including DFB grating and the expected specifications will be summarized.

 Chapter II lies in the technological description of the proposed LDs and the results of electrical and optical characterizations to determine their main intrinsic performances. An opening section will compare the three vertical structures developed at III-V lab from a technological point of view: Large Optical Cavity (LOC), Super Large Optical Cavity (SLOC) and Asymmetric Optical Cavity (AOC). These structures will be particularly studied and analyzed regarding their specific properties: optical confinement, far field divergence, DFB coupling factor, optical losses and spectral width using optical simulations via FIMMWAVE® tools. A second section deals with the complete description of the vertical structure fabrication process including in particular the core emissive structure, the patterning of the grating with the e-beam technique and the facets coating preventing from the well-established failure mode (COD). The device mounting process will be also detailed representing a key step to optimize the heat flow across the whole device that depends on the overall thermal resistance and its thermal management allowing to reduce the junction temperature. Lastly, a third section will be devoted to the electrical and optical characterizations based on the measurement of the L-I-V curves in pulsed and CW regimes enabling to extract the internal parameters for each vertical structure and compared with simulation results.

 Chapter III aims to bring a comprehension of the heat propagation in our LD technology through different tools using analytical calculations and FEM simulations. A first section will give a brief overview of the different heat sources in a high-power LD including well-established processes. In a second section, we will describe the implementation methodology of a relevant analytical model used to estimate these heat sources. This model enables to predict any L-I curve of a LD over a large range of bias current, knowing external and internal parameters as well as establishing a simple relationship between the structure design of the LDs and their optical performances. The development of high-power LDs capable to reach high levels of optical power (10W) needs to accurately analyse their optical power limitations and optimize its packaging. The packaging process of such devices requires overcoming both optical, mechanical and electrical issues. Despite the great interest of such analytical models, some local effects can only be understood through 2D or/and 3D FEM simulations. We will describe, analyze and discuss the results achieved from 2D stationary thermo-electrical simulations to predict the thermal flow distribution in FP and DFB LDs under a specific bias current.

An important parameter to quantify thermal management of the fabricated devices operating in CW regime, lies in the determination of the thermal resistance of the micro assembled device since a low value of this parameter allows to reduce the junction temperature by an optimized thermal dissipation path (1D conduction and spreading effect), ensuring long-term operation especially when high output optical power is foreseen (> 10W). Moreover, the surface mounting of a high-power LD by solder joint represents a critical step since it has been already demonstrated that the soldering process induces residual mechanical stress and strain in particular due to CTE mismatch between the different materials and their temperature-dependent thermomechanical behavior (i.e. stress-strain curves versus temperature).

 Chapter IV deals with a methodology enabling to extract the thermal resistance not only of the overall assembly but also of each material using transient thermal testing. Indeed, recent progress on long length cavity DFB chip structures makes difficult to use optical spectrum analyzer due to the intrinsic multimodal nature of the LD and expected resolution. This can lead to a wrong extraction of the thermal resistance measurement (so the junction temperature) and accordingly the lifetime of the micro assembled device in operating conditions. From transient thermal testing, we will propose an optimized procedure to ensure repeatability and reproducibility of measurements that remains a key point in the case of very low thermal resistance (< 2K/W). We will point out the results and we will conclude on the added value provided by the transient technique compared with the one derived from the optical spectrum. A second part will investigate on two mechanical configurations used to mount the LD onto the C-mount heatsink consisting in different locations of the chip. Thermo-electro-mechanical FEM simulations will be performed to analyze the stress distribution on the front facet (transversal section) as well as along the cavity length (longitudinal section). Finally, stress distribution analysis as well as Catastrophic Optical Damage (COD) threshold determination will be achieved and discussed on LDs with different vertical structures (mainly SLOC and AOC) using four dedicated techniques in collaboration with the Max-Born-Institut in Berlin.

We do believe that such a study will represent a useful approach and a significant part of the general Design for Reliability (DfR) effort carried out to produce efficient and reliable high-power devices at the industrial level.

Chapter I

High-power laser diodes: physical background and technologies -

Motivation of the study I. Introduction

This chapter is divided into three main sections. A first section aims to give a brief state-ofthe-art of infrared Laser diode (LD) technologies and in particular the different vertical structures reported by the major research and industrial leaders in the field. The objective is to emphasize on the advantages offered by the III-V lab technology regarding the other competitors.

A second section is devoted to the general background on semiconductor Laser heterostructures and a brief description of optical resonators including a distributed feedback structure (DFB).

Indeed, multimode Fabry Perot (F-P) laser diodes are still the best candidates as pumping sources for high-power applications and their wavelength stabilization as a function of temperature is now possible. However, high-cost temperature stabilization setup or external wavelength-lock devices such as Volume Bragg Gratings (VBG) are mandatory to maintain pumping efficiency and stability.

In order to reduce such an additional high cost and the inconvenient use of external devices in particular for their sensitivity to mechanical disturbances, high power monolithically wavelengthstabilized lasers such as distributed Bragg reflector (DBR) and DFB lasers are today under investigations to achieve the best compromise between optical output power versus temperature drift. So, the different electro-optical parameters and more specifically related to DFB laser resonators are presented and discussed.

A last section addresses a brief overview of the Laser diodes (LDs) global market and in particular, a state-of-the-art performances review of high-power LDs emitting at 975nm is given over the last 20 years. From an exhaustive evaluation of literature, we have reported the different values of the main electro-optical parameters over the year for LD with 4mm cavity length and for comparison, the values obtained with the different III-V lab technologies and devices are also indicated ahead of time. Chapters II, III and IV will detailed accurately the assessment procedures. Finally, the context and the motivation as well as the objectives of the study are also given. Regarding the targeted application, we will demonstrate that most of the requirements must be fully covered with a LD pump source including DFB grating and the expected specifications will be summarized.

Brief state-of-the-art of infrared high-power laser diode technologies

Ordinary doped single-mode fibers are able to generate a limited output and the available pump sources are those with diffraction-limited beam quality and low optical power. During the 1990s, specific optical fibers based on the double sheath technology raised in the market and this kind of fiber allowed to increase the pump source up to high levels of output optical power (10W) over a long distance. In these fibers, the laser light propagates in a multimode core that is surrounded by an inner cladding in which the pump light propagates. Thanks to the double sheath, an outer cladding (with lower refractive index) restricts the pump light into the inner cladding. The inner cladding has a significantly larger area (compared with that of the core) and a higher numerical aperture. Hence, it can support a large number of propagation modes. Yb-doped fiber lasers have reached nowadays an output power >20 kW. However, absorption spectrum, gain, losses are dependent on the length of the fiber and in order to reduce this length, the pump source must emit at the maximum of the absorption spectrum. This last point is detailed in a next section entitled "Chapter I-Motivation and objectives of the study". This gives the opportunity to develop highpower Laser Diodes (LDs) at 975 nm as pump source for optical pumping of Er/Yb fibers used currently for high-power fiber Laser applications. A first remarkable achievement on such a technology was achieved in 1996s from D. Botez and al. [1]. It was the first Fabry-Perot (F-P) LD with a cavity length of 4mm and a 100µm width ridge reaching an output power more than 8W.

Then, this team studied different architectures and in particular in 2002 an asymmetric broad waveguide and they first introduced a Non Absorbing Mirror (NAM) at the facet in 2003 [2]- [3].

This allows avoiding the surface recombination and increases the lifetime of the LDs. In 2006, this team reported on the first broad area LD including a distributed feedback architecture reaching an output optical power near of 5W [4]. [5].

In 2004, JDS Uniphase exhibited a high-power F-P LD at 975nm with a 4mm cavity length but not Al-free [6]. In particular, JDS has optimized the epitaxial stack in order to reduce the thermal resistance, the series resistance and the modal loss. 

𝐺𝑎𝐴𝑠 No information

Table I-3: Vertical structure of the F-P LD developed by IET [7].

In 2012, JENOPTIK published their works on achievement of high-power LDs but did not provide any information regarding the vertical structure of the LD [8].

A particular mention to the works of the Ferdinand-Braun-Institut (FBH) since 1990s they continuously developed architectures of high-power LDs. Indeed in 1996, the first high-power LD structure emitting at 915nm based on an "Al-free" optical cavity structure for a broad area LD with 50µm ridge was presented [9]. Then in 2000, performances of an "Al-Free" optical cavity structure of high-power LD emitting at 950nm were reported [10]. In 2001, they studied different mounting techniques for such LDs using Boron Nitride or Copper Tungsten heat spreader [11]. In 2004, the first DFB design for high-power LD of 1,5mm cavity length (< 1W) is published [12] and then a tapered waveguide high-power LD at 975nm with an output optical power of 6,7W [13].

From 2005 to 2008, additional significant improvements have been highlighted:

-High-power LDs reaching more than 10W in the range of 940nm [14], [15].

-High-power LDs fabricated with distributed feedback (DFB) grating, emitting less than 1W at 980nm [16].

-The first successful development of "Al-Free" high-power LDs based on a F-P cavity emitting at 975nm and reaching a maximum optical power of 20W [17]- [18]. For the first time, the width of the emitting zone was lower than 100µm (96µm) and comparable to results reported in literature.

Chapter I: High-power laser diodes: Physical background and technologies -Motivation of the study

Since 2009, constant progresses by this leader in the field have been realized in terms of output power, thermal resistance, optical losses… and in 2010, a surface Distributed Feedback laser (DFB) grating has been processed [19]- [20]. Reliability has been also investigated [21] as well as in-situ etching in order to avoid layer oxidation [22]. Continuous efforts have been made for the development of Distributed Bragg Reflector (DBR) surface grating [23], fabrication of internal grating to obtain high-power LDs operating in a DFB mode [24] and limits of output optical power in CW regime [25]. In 2013, a new vertical laser structure has been proposed [26] as well as the most important factor that limits the overall efficiency [27], 𝜂 𝑈 𝜂 𝐷 𝜂 𝑡ℎ (see Chapter I-Main electrooptical parameters of a high-power Laser diode for more details). Since 2014, works are currently made on extreme asymmetric waveguide in order to reduce the series resistance of the LDs as far as possible [28] and to increase the beam quality to achieve the best coupling efficiency for the optical pumping of Er/Yb fiber around 980nm [29]- [30]- [31]. Finally in 2015, they developed the theoretical background and reported on the performances of high-power DFB LDs with surface grating enable to reach an optical output power higher than 5W [32].

Table I-4 shows the typical vertical structure for a DFB LD proposed by FBH. Some variations in the thickness may occur depending on the graded LOC (or asymmetrical) structure or the use of surface grating.

The LD structure developed by III-V lab consists in an "Al-free" based optical cavity with a twosteps epitaxy process in order to implement the grating layer. Although such a structure is more difficult to process, it leads to a higher facet stability and can reduce generation of defects [3].

Moreover, reliability is improved [33] and it prevents from layer oxidation when a grating layer is implemented with a regrown epitaxy (Table I Most of the published works referred to high-power LDs with Al-based compounds composing the optical cavity. With this technology, reliability remains an issue since it has been observed a faster aging process of the device due to Al oxidation [33]. From literature, only the FBH has demonstrated reliable high-power LDs with insertion of a grating layer. The Reed Center has reported on performances obtained from LDs using Al-free structures but they failed in grating layer implementation. This PhD study clearly aims to bring a step-forward in the realization of Al-free high-power LDs operating in a DFB mode and capable to reach at least 10W with a Wall-Plug Efficiency (WPE) higher than 50%.

Table I-6 summarizes the main characteristics of the high-power LDs developed by the different research centers and companies. Our study is justified regarding the technology of IR high-power LDs reported by the main leaders in the field. In the next section, we will introduce the general background of a LD including the concept of resonant cavity, gain and threshold conditions as well as the design of the vertical structure. Such a background is necessary to understand and compare their performances with the state-of-the-art.

Team F-P DFB Al-free

Reed Center

 -  JENOPTIK  - - JDS Uniphase  - - IET  - - FBH   - III-V lab   

General background on semiconductor heterostructures and optical resonators including

Bragg grating

This section presents the typical structure of high-power LD and its main electro-optical parameters that will be extracted from analytical calculations and/or monitored from experiments.

Basically, this optoelectronic device consists in a p-n junction with an active region where electrons and holes recombine, resulting in an emitted light with specific properties. The active region of the device is a gain medium together with optical confinement, within a resonant optical cavity where the stimulated emission, the spontaneous emission and the absorption processes take place. The gain medium is a material that can amplify the output power and the gain refers to the amplification level. This material absorbs incident radiation and if receives sufficient energy through the pumping process, by either electrical or optical energy, the electrons within the material can be excited to higher non-equilibrium energy levels. The incident radiation can be amplified rather than absorbed by stimulating the recombination of these electrons along with the generation of additional radiation. The concept of the heterostructure-based LD was primary proposed by Kroemer, Alferov and Kazarinov in 1963 [34]. The LD incorporated a semiconductor heterostructure in which the active layer is surrounded by higher bandgap materials. These materials enable the transverse confinement of both the injected charge carriers and the optical field. Because of the paramount progress achieved with the introduction of the double-heterostructure LDs, modern LDs commonly basically incorporate now a semiconductor double heterostructure [34]. semiconductors retain their bulk properties right up to the point where they join each other [34].

The 𝐸 𝑐 and the 𝐸 𝑣 between the two materials must be joined up and the Fermi level 𝐸 𝐹 must be continuous along the heterojunction. In semiconductor heterojunction, the width of the depletion region is in the range of a few nanometers. So electrons may cross through the heterojunction by tunnel effect and the spikes in the band diagram may be neglected [34].

Design for carriers confinement

To get the well-known L.A.S.E.R. effect, a constant flow of charge carriers must be furnished to replenish the carriers that are being recombined and converted into photons in the optical cavity.

The electrons are injected from the n-side with a higher bandgap energy material than the active region. Holes are injected from the p-side with a higher bandgap energy material than the active region. The active region is embedded in the high bandgap confinement layers and both the electrons and holes are forced to recombine inside it. The first LDs at homojunction had high optical and electrical losses, high threshold current and worked only at a very low temperature. An important step was made after the creation of the double heterostructure. The recombination, light-emitting, and population inversion zones are concentrated in the QW layer. Potential barriers and forbidden bands of different width for the semiconductors, avoid the through of electrons and holes currents even under strong forward voltages. There is no recombination in the emitters (in contrast to homostructures, in which the recombination plays the dominant role). Because of a considerable difference of the permittivity, the light is completely concentrated in the active layer, which acts as a high-grade waveguide, and thus there are low light losses in the passive regions [35].

Quantum well structure

In order to create an active area in a LD, a quantum well (QW) structure is currently implement.

This structure derives from the double heterostructure (via epitaxial progresses). The threshold current is to a large part proportional to the thickness of the active region in the LD. The QW LD decrease the size of the active region down to quantum length scales and by that also the threshold current of the LD decrease [36]. The double heterostructure QW active regions have also improved efficiency compared to heterostructure LD [37]. Technically, this is achieved by growing very thin layers (~ 100Å) consisting of different crystal compositions. In the QW, it is possible to observe and control many quantum mechanical effects, in particular their properties occurring from the quantum confinement of charge carriers (electrons and "holes") of one semiconductor "well" material sandwiched between other semiconductor "barrier" layers. In other words, this layer is so thin that electrons and holes are confined in the direction perpendicular to the QW surface with quantization of their energy levels, while these particles are free to move in the 2D plane of the QW. In order to create an active area in a LD, it is common to implement a quantum well (QW) structure. In the domain of the quantum mechanics when the distance over which potential energy varies is approximately the so-called wavelength of "de Broglie", the classical electron trajectory loses its meaning:

𝜆 = 2𝜋 √2𝑚𝑒 ℎ ̂ [Eq. I-1]
where ℎ ̂, 𝑚 and e correspond to the Planck constant, the mass of the particle and its energy. The trajectory of a particle manifest the fundamental quantum-mechanical principle that states that all matter behaves as both waves and particle.

Indeed, the allowed states in this structure correspond to standing waves in the perpendicular direction of the layers. Because only particular waves are standing waves, the system is quantized justifying the name "quantum well".

Many modern LDs involve a more complex vertical structure for the carriers and photons confinement than the heterostructure or the QW. A strong confinement of the carriers wave function contrasts with the weak optical confinement using a QW as shown in These two effects reduce the non-productive transitions and the carrier population at threshold [38].

The critical thickness at which the QW reverts back to its native state, causing high density of lattice defects, is in the range of a few hundred Å [39].

The mechanical strain of the QW has a consequence on the curvature of the valence and conduction bands structure as mapped in Figure I-3. The strained SCH-QW represents the most modern design of LDs. In our study, all the theory and the calculations will be applied to compressed strained SCH-QW.

Two well-known techniques are used for SCH-QW fabrication: molecular beam epitaxy (MBE) and metal-organic chemical vapor deposition (MOCVD) [40], [41]. Both can achieve a layer thickness control to one atomic layer. MBE is essentially an ultra-high vacuum technique in which a beam of the constituent atoms or molecules (e.g., Ga, Al, or As) emerges from ovens, lands on the surface of a heated substrate and layers of material grow as a function of deposition time. Such a grown layer can be controlled by opening and closing shutters in front of the ovens. For example, with a shutter closed in front of the Al oven, but on contrary with open shutters in front of the Ga and As ovens, GaAs layers can be grown. By opening the Al shutter, the alloy AlGaAs can be grown with a relative proportion of Ga and Al elements controlled by temperature of the ovens.

With additional ovens and shutters for the different dopant materials, structures of any sequence of GaAs, AlAs, and AlGaAs can be grown with essentially arbitrary doping levels. MOCVD is a gas phase technique at low pressure (e.g., 25 torr). In this case, the constituents are deposited using gasses (e.g., trimethylgallium and arsine) over a heated substrate with the resulting composition being controlled by the relative amount of the appropriated gasses. Hybrid techniques, using the gas sources of MOCVD in a high vacuum molecular beam system also exist and are known as gassource MBE or chemical beam epitaxy (CBE). Typical structures grown by these techniques can reach a total thickness of a few microns, resulting from a stack of hundreds of layers. 

Gain and threshold conditions

The optical mode originates from the spontaneous emission that is confined into the cavity by the waveguide. This optical mode is amplified by the gain medium. The active region represents the gain medium for optical field propagation that is of major importance for a LD. Considering Figure I-4 (a), the transversal cross-section of a symmetrical waveguide, the intensity of an optical plane wave, when passing through an absorption medium along the optical axis (z), can be described as:

𝐽(𝑧) = 𝐽 0 • exp(-𝛼𝑧) [Eq. I-2]
where 𝐽 0 represents the initial value of the optical mode and 𝛼 is the absorption coefficient. The gain medium affects the absorption coefficient that drops from a positive value to a negative one.

In For the LD design, a good estimate for the material gain g can be described by the following equation:

𝑔 𝑚𝑎𝑡 = 𝑔 0 • ln ( 𝐽 𝐽 𝑡𝑟 )
[Eq. I-3] where 𝑔 0 stands for the reference gain, 𝐽 represents the current density applied to the device and 𝐽 𝑡𝑟 is the transparency current density. The 𝑔 0 and 𝐽 𝑡𝑟 are material-dependent constants depending on composition, thickness as well as strain value of the QW and barrier material respectively. [Eq. I-3] refers to the gain only in the QW layer. In order to consider the amplification of the optical wave within the resonator, the modal gain 𝑔 𝑚𝑜𝑑 is introduced. This last depends on the degree of overlap of the optical wave within the QW and on the density of the injected carriers [42]. The modal gain depends on the material gain, multiplied with the overlap between the gain medium and the optical mode, namely the confinement factor Γ as detailed in appendix 5.3 of [37]:

𝑔 𝑚𝑜𝑑 = Γ𝑔 𝑚𝑎𝑡 [Eq. I-4]
where:

Γ = ∫ 𝐽(𝑦) 𝑑𝑦 𝑑 0 ∫ 𝐽(𝑦) +∞ -∞ 𝑑𝑦 [Eq. I-5]
The "d" parameter stands for the thickness of the active layer (the QW) and 𝐽(𝑦) describes the optical-intensity pattern of the fundamental optical guided TE mode propagating in the QW. For an efficient laser operation, high values of modal gain are required that means a high confinement factor. Since only a small part of the guided mode is confined into the QW ( << 1), the modal optical gain is much smaller than the material gain. where 𝛼 𝑖 is the intrinsic modal absorption.

The 𝛼 𝑖 is caused by the scattering of the optical modes due to latent defects or rough interfaces and by free-carriers absorption. Hence, 𝛼 𝑖 gives important information about the quality of semiconductor layers and the overlap of the multiple optical modes (ideally confined into the optical cavity) into the cladding layers. The intensity of the optical mode entering into the optical cavity, after a roundtrip in the cavity becomes equal to 𝐽 1 :

𝐽 1 = 𝑅 1 • 𝑅 2 • 𝐽 0 • exp[2(Γ𝑔 𝑚𝑎𝑡 -𝛼 𝑖 )𝐿] [Eq. I-7]
Based on [Eq. I-6] and [Eq. I-7], the amplification of the optical mode is reached when 𝑔 𝑚𝑜𝑑 > 𝛼 𝑖 .

Lasing occurs when the gain, provided to the optical modes, compensates the intrinsic absorption and the mirror losses for a roundtrip. In these conditions, the optical plane wave after a roundtrip becomes 𝐽 1 = 𝐽 0 . From [Eq. I-7] it is possible to obtain the laser threshold condition, substituting:

𝐽 1 = 𝐽 0 = 𝑅 1 • 𝑅 2 • 𝐽 0 • exp[2(Γ𝑔 𝑚𝑎𝑡 -𝛼 𝑖 )𝐿] 1 = 𝑅 1 • 𝑅 2 • exp[2(Γ𝑔 𝑡ℎ -𝛼 𝑖 )𝐿] Γ𝑔 𝑡ℎ = 𝛼 𝑖 + 1 2𝐿 ln ( 1 𝑅 1 • 𝑅 2 ) = 𝛼 𝑖 + 𝛼 𝑚 [Eq. I-8]
where 𝑔 𝑡ℎ represents the threshold gain that is the minimum gain necessary to achieve the lasing condition. The term 𝛼 𝑚 stands for the optical mirrors losses and it depends on both the cavity length L and the reflectivity of each mirror.

With respect to Figure I-6, it is possible to define the F-P resonator consisting in the two mirrors located at both ends of the optical waveguide. The optical modes must respect the resonance condition to achieve the laser condition. For high-power LDs, the optical resonator has multiple resonance frequencies called longitudinal modes. Under this standing wave condition, the repeatedly reflected rays are in phase with each other and positive interferences between them preserve the state of coherence. The standing wave condition represents the phase condition for the LD [42]:

1 = exp (- 𝑖4𝜋 𝜆 0 𝑛 𝑒𝑓𝑓 𝐿) → 4𝜋 𝜆 0 𝑛 𝑒𝑓𝑓 𝐿 = 𝑚2𝜋 → 𝑚 = 2𝐿𝑛 𝑒𝑓𝑓 𝜆 0 → 𝐿 = 𝑚 𝜆 0 2𝑛 𝑒𝑓𝑓 [Eq. I-9]
where 𝑛 𝑒𝑓𝑓 stands for the effective refractive index of an optical waveguide and 𝑚 is an integer.

Because

𝜆 0 𝑛 𝑒𝑓𝑓 is a wavelength in a material, a product of a positive integer "m" and half-wavelength 𝜆 0 /2 in a material is equal to the cavity length "L" at the resonance condition. In other words, the resonator length "L" equals an integer multiple of half of the center wavelength 𝜆 0 . The total differential of [Eq. I-9] [Eq. I-10]gives the spectral separation between neighboring modes [42]:

Δ𝜆 𝐹-𝑃 ≈ 𝜆 0 2 2𝐿 (𝑛 𝑒𝑓𝑓 - 𝜕𝑛 𝑒𝑓𝑓 𝜕𝜆 0 𝜆 0 ) ≈ 𝜆 0 2 2𝑛 𝑔𝑟,𝑒𝑓𝑓 𝐿 [Eq. I-10]
where 𝑛 𝑔𝑟,𝑒𝑓𝑓 is called group effective index and defined as 𝑛 𝑔𝑟,𝑒𝑓𝑓 = 𝑐/𝜈 𝑔 with 𝑐 and 𝜈 𝑔 speed of light in vacuum and group velocity in the medium. Because the study of the LD linewidth was not part of this thesis, we will not detail this part.

The group effective index is typically 20-30% larger than the effective refractive index depending on the specific photon energy relative to band-gap energy. The resonator length sets the longitudinal mode spacing while adjacent modes are typically separated of 0,05 nm from each other considering a 4mm cavity length.

The high-power LD with a ridge of 90𝜇𝑚, experimentally, has a typical spectral width higher than 3𝑛𝑚 and, for effectively pump an optical fiber doped Er/Yb, the spectral width must be lower than 1𝑛𝑚. Moreover, for a F-P LD, the detuning of the spectrum as a function of temperature is in the range of 𝛿𝜆 𝛿𝑇 ≈ 0,5 𝑛𝑚/°𝐶.

For these reasons, the integration of an optical grating into the resonator is necessary allowing to reach a detuning of the spectrum as a function of temperature less than 0,1nm/°𝐶. In DFB LDs, the optical feedback is distributed throughout the cavity length as a grating. Nakamura et al. [43] published in 1973 results showing that an optically pumped GaAs LD with built-in corrugation feedback has largely narrowed spectral emission compared to a F-P structure. In the following decades, high-power LDs delivering over 10W in CW regime and a Wall-Plug efficiency of more than 60% have been achieved using single emitters and Bragg grating (DFB or DBR) [22]- [12]- [44]. The optical feedback occurs by means of Bragg diffraction and couples the propagating waves in the forward and backward directions. The grating layer provides the feedback of the light by spatially modulating the complex refractive index in a region that delivers the optical gain. The grating layer is usually close to the p-side of the LOC structure. Details on the grating parameters will be given in "Chapter II". A DFB laser is typically defined as a device where the internal grating is actively and uniformly distributed between the output facets in an edge emitter as referred in [45]. The grating leads to a periodic variation of the refractive index along the optical axis (z-axis) as reported in the following equation:

n(𝑧) = 𝑛 𝑒𝑓𝑓 ′ + Δ𝑛 2 cos(2𝛽 0 𝑧) [Eq. I-11]
With such an equation, it is supposed that the transverse and the lateral variations are neglected. ≪ 𝑛 𝑒𝑓𝑓 ′ ) with and without grating. The parameter 𝛽 0 corresponds the Bragg propagation constant related to the spatial period of the structure Λ defined as follows:

𝛽 0 = 𝑚𝜋 Λ = 2𝜋 𝜆 𝐵 𝑛 𝑒𝑓𝑓 ′ [Eq. I-12]
And the period Λ is linked to the Bragg wavelength: where 𝜆 𝐵 and the parameter 𝑚 represent the Bragg wavelength and the order of Bragg diffraction respectively [34].

Based on the coupled-modes theory, it is possible to model and analyze the optical wave propagation into periodic structures [46], [47] and the coupling coefficient "𝜅":

𝜅 = 𝜋Δ𝑛 2𝜆 [Eq. I-14]
The coupling factor equation depends on the grating shape. For our device, we choose to use square grating as shown in Figure I-8. However, for rectangular grating with unequal length of the mark and space a reduction factor 𝑓 𝑟𝑒𝑑 must be used. Therefore, from [46], [Eq. I-14] can be modified as follows:

𝜅 = 2Δ𝑛′ 𝜆 𝐵 𝑓 𝑟𝑒𝑑 = 2Δ𝑛′ 𝜆 𝐵 • 1 𝑚 |sin (𝜋 Λ m Λ 𝑚)| [Eq. I-15]
where 𝑓 𝑟𝑒𝑑 is the reduction factor, Λ m and Λ are the length of mark, the period and m represents the order of the grating.

It is possible to write a relation between the coupling factor "𝜅" and the gain for the field 𝑔 𝑓 in the optical cavity [46]: Part of the optical mode generated in the optical cavity travels through the grating but this coupled optical field intensity depends on the coupling factor 𝜅. Hence, the laser gains both in temperature stability and spectral width. An increased feedback (higher 𝜅𝐿) leads to lower mirror losses (lower 𝑔 𝑓 𝐿) as the grating becomes efficient and more power travels around in the cavity. For values of 𝜅𝐿 and far from the Bragg wavelength (high values of Δ𝛽𝐿), the feedback is less efficient and the mirror losses (𝛼 𝑚 ) is higher, [46]. There is no efficient methodology to control the exact position of the facets relative to the grating. A random phase angle is created for each LD and only a certain fraction of DFB LDs with a reflecting facet will have an acceptable SMSR. We can consider a vertical single mode selectivity (yield) related to this random phase angle. Usually, 𝜅 ranges from 0,5 to 2 and is directly connected to this yield [46]. This last depends on the 𝜅𝐿 and the facets reflectivity. Usually the coatings used are HR 95% and AR 1% and in order to maximize the yield, the 𝜅𝐿 must be close to one, [46]. Considering our LD technology, the vertical single mode operation is achieved. For modes with orders higher than the fundamental one, values of material gain are superior but are affected by larger losses. In other words, one can write: 𝑔 𝑚𝑎𝑡 𝑚𝑜𝑑 1 ≪ 𝑔 𝑚𝑎𝑡 𝑚𝑜𝑑 𝑛 with n > 1.

𝑔 𝑓 𝐿 ≈ ( 𝜋 𝜅𝐿 ) 2 [Eq. I-16]
The "𝜅" directly depends on 𝑓 𝑟𝑒𝑑 assuming various values as a function of the Bragg order. For square grating, the 𝑓 𝑟𝑒𝑑 varies as a function of mark and space ratio (see Figure I-9). Particular attention must be paid to the choice of this ratio. For a first order Bragg grating, there is no zerocrossing. From second to higher orders, zero-crossing becomes relevant and the values of ratio Λ m Λ must be accurately chosen. The LD linewidth is independent of the details of the vertical structure but depends on the number of photons in the laser. The number of photons in the laser is:

𝑆 ′ = 𝑠 Γ ̅ 𝑉 𝑎 [Eq. I-17]
where 𝑆 ̅ , 𝑉 𝑎 represent the average photon density and the active volume. Based on [46] it is possible to write the laser linewidth Δ𝜈:

Δ𝜈 = Δ𝜔 2𝜋 = 𝑅 𝑠𝑝 𝑉 𝑎 4𝜋𝑆 ′ = ℎ𝜈𝑣 𝑔 2 (𝛼 𝑖 + 𝛼 𝑚 )𝛼 𝑚 𝑛 𝑠𝑝 8𝜋𝑃 𝑜𝑢𝑡 [Eq. I-18]
where 𝑅 𝑠𝑝 , ℎ𝜈, 𝑣 𝑔 , 𝑛 𝑠𝑝 , 𝑃 𝑜𝑢𝑡 represent the spontaneous emission rate, the photon energy, the group velocity, the spontaneous emission coefficient and the optical output power. Because the study of the LD linewidth was not part of this thesis, we will not delve deeper into this subject.

Main electro-optical parameters of a high-power Laser diode

No precise definition has been established between low and high-power LDs. It depends on the structure of the laser and the wavelength range as well as the spectral properties of the output beam.

In this study, we will focus on multimode LDs that refer to high-power operation for an output optical power higher than 1W in CW regime. For such LD, the optical cavity is large enough (>> 10𝜇𝑚) that allows the existence of multiple modes with similar effective index. Via Fimmwave® optical waveguide simulation, we estimate a difference of the effective index between two modes after the sixth decimal. For this reason, even using a DFB grating is not possible to obtain a monomode spectrum. Through an exhaustive review of literature and in order to compare the different technologies of high-power LDs, we must introduce and explain the external and internal parameters. Therefore, the output optical power can be written as this:

𝑃 𝑜𝑢𝑡 = 𝜂 𝑖 • 𝛼 𝑚 𝛼 𝑖 + 𝛼 𝑚 • ℎ𝜈 𝑞 • (𝐼 -𝐼 𝑡ℎ ) = 𝜂 𝐷 • ℎ𝜈 𝑞 • (𝐼 -𝐼 𝑡ℎ )
[Eq. I-19] where 𝜂 𝑖 , 𝜂 𝐷 , ℎ𝜈 represent the internal quantum efficiency, the differential quantum efficiency, the photon energy (of the modes) respectively and 𝑞 is the elementary charge. The slope efficiency (𝜂 𝐸 ), 𝑑𝑃/𝑑𝐼, is proportional to 𝜂 𝐷 .

The 𝜂 𝑖 represents the fraction of the total current increment (Δ𝐼) above threshold that, besides to the charge carriers located in the medium, results in the stimulated emission of photons. Of course, such a parameter is less than unity if part of Δ𝐼 is used for non-radiative recombination processes (Δ𝐼 𝑛-𝑟 ), by vertical or lateral leakage (Δ𝐼 𝑣 , ΔI l ) and can be written as follows [48]:

𝜂 𝑖 = Δ𝐼 𝑠𝑡𝑖𝑚 Δ𝐼 = Δ𝐼 𝑠𝑡𝑖𝑚 Δ𝐼 𝑠𝑡𝑖𝑚 + Δ𝐼 𝑛-𝑟 + Δ𝐼 𝑣 + ΔI l [Eq. I-20]
Experimental studies have shown that the following various physical effects can play a role in broad-area lasers [27]:

1) carriers recombination in barrier or spacer layers, 2) carriers escape from the active region into the waveguide or cladding layers, 3) current spreading at the device edges, 4) non-uniform optical field within the stripe, 5) non-radiative defects centers within the active region that do not saturate at threshold. 
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Effects 1) to 4) can be managed with design changes using wider stripes (>> 90μm) and by varying the layer compositions to minimize carriers escape. However, as for threshold current, losses due to non-radiative processes can only be addressed based on material quality improvements [48]. The slope efficiency, 𝑑𝑃/𝑑𝐼, is one of the main performances of a LD. It is typically given W/A, and is derived from the linear part of the P-I curve above threshold. From this parameter, it is possible to calculate the differential quantum efficiency: 𝜂 𝐷 = 𝑞 ℎ𝜈 * 𝑑𝑃 𝑑𝐼 , enabling to calculate the percentage of electrons injected above the threshold that allows generating stimulated photons. Figure I-10 shows the Wall-Plug efficiency (WPE) for a LD. High values of 𝑊𝑃𝐸 are crucial in many applications, for example to extend system life in portable range finders and in space applications or to reduce energy use in large systems such as industrial processing tools and for studies addressing laserinduced fusion. Even efficiency progression of a few percent can lead to added-value. In addition, increased 𝑊𝑃𝐸, especially at high Pout, reduces the level of current heating in the laser, [27]. This parameter can be written as a function of bias current from [Eq. I-19]:

𝑊𝑃𝐸(𝐼) = 𝑃 𝑜𝑢𝑡 𝑃 𝑖𝑛 = 𝑃 𝑜𝑢𝑡 𝐼 • 𝑈 = 𝜂 𝐷 (𝐼) • ℎ𝜈 𝑞𝑈 • (𝐼 -𝐼 𝑡ℎ ) 𝐼 = 𝜂 𝐷 (𝐼) • 𝜂 𝑈 (𝐼) • 𝜂 𝑡ℎ (𝐼) [Eq. I-21]
The terms 𝜂 𝑈 , 𝜂 𝑡ℎ represent bias and threshold efficiency. In order to achieve lasing, the carrier population in the active region must be inverted and the necessary minimum external voltage corresponds to the photon energy (in eV): 𝑈 𝑝ℎ = ℏ𝜔 𝑞 . When 𝑈 = 𝑈 𝑝ℎ , the bias efficiency 𝜂 𝑈 is equal to 1. By analogy to quantum defect solid-state lasers, a voltage in excess of 𝑈 𝑝ℎ can be termed as a voltage defect 𝑈 𝑑 = 𝑈 -𝑈 𝑝ℎ [27]. For bias current largely above 𝐼 𝑡ℎ , the threshold efficiency tends to the unity. Because ohmic losses increase as a quadratic function of the current, one can find a maximum for the WPE for a specific operating current. Typically for high-power LDs, it is possible to reach a WPE over 50%. The impact of temperature rise on threshold and differential quantum efficiency depends on the considered structure and the resonator quality of the LD. From a phenomenological point of view, the following parameters have an exponential temperature dependence:

𝐼 𝑡ℎ2 = 𝐼 𝑡ℎ1 exp ( 𝑇 𝑗2 -𝑇 𝑗1 𝑇 0 ) 𝜂 𝑑2 = 𝜂 𝑑1 exp ( 𝑇 𝑗2 -𝑇 𝑗1 𝑇 1 )
[Eq. I-22] where 𝑇 𝑗1 , 𝑇 𝑗2 , represent the junction temperatures and T0 and T1 are defined as characteristic temperatures.

It is very difficult to extract theoretical values of 𝑇 0 and 𝑇 1 while it is easier to determine them from experiments. For practical use, these constants are calculated for each type of LD. The characteristic temperature 𝑇 0 represents the dependence on the barrier height and the threshold current density.

The 𝑇 1 temperature represents the dependence of non-radiative recombination and carrier overflow across hetero-interfaces that causes further free carrier loss within the cavity [49]. The 𝐼 𝑡ℎ is strictly related to the QW and the resonator losses. In other words, the 𝑇 0 mainly depends on the material of the active region. Typical reported values of 𝑇 0 and 𝑇 1 range from 200K to 600K for high-power

LDs emitting at 975nm [50]. The maximum output power can be also limited by the temperature rise of the active region, well-established as the thermal "roll-over" phenomenon. The decrease in the LD differential quantum efficiency as increases the current injection, comes across the thermal roll-over. The excess power not converted into light, can be converted into heat causing material heating and performance degradation. As the laser is driven at higher currents, the active region starts heating up significantly. In the same conditions when the dissipation of the generated heat becomes challenging, the temperature of the active region is very high causing a reduction of the output optical power. Excessive heat generation by ohmic heating leads to a significant temperature rise in the active layer resulting in carrier spreading, significant gain reduction, and an increase in non-radiative recombination [51]. Hence, another important parameter of LDs deals with the series resistance (𝑅 𝑠 ).

The applied voltage to the LD increases until the turn on diode voltage and, after the threshold, is considered as linear. This means that 𝑅 𝑠 can be calculated as the sum of each layer contribution.

From the Ohm's law, one can be written as follows:

𝑅 𝑖 = 𝜌 • 𝐿 𝐴 → 𝑅 𝑠 = ∑ 𝑅 𝑖 𝑛 𝑖=0
[Eq. I-23] where 𝑅 𝑖 , 𝜌, L, A are the electrical resistance of the layer, the resistivity, the length along the current path, the section crossed by the electrical flow respectively and n represents the number of layers.

In order to minimize the thermal roll-over, the design must result from a compromise enabling to reduce the internal losses and the threshold current, maximize the WPE of the LD and finally minimize the series and the overall thermal resistance. Another power-dependent limiting process lies in the occurrence of two well-known failure modes, namely Catastrophic Optical Damage The maximum output power achievable in CW regime is directly proportional to the COMD power density limit as reported in [53]. The maximum CW output power can be written as follows:

𝑃 𝑚𝑎𝑥 = 𝑊 • 𝑑 Γ • ( 1 -𝑅 1 1 -𝑅 2 ) • 𝑃 𝐶𝑂𝑀𝐷 [Eq. I-24]
where 𝑃 𝐶𝑂𝑀𝐷 , 𝑊, 𝑑, Γ, 𝑅 1 and 𝑅 2 stand for the internal optical power density at COMD, the central ridge width, the thickness of the optical cavity, the confinement factor and the reflectivity of the front and rear facet of the LD. As a fact, the 𝑃 𝐶𝑂𝑀𝐷 decreases as the Al concentration in the active region increases. This is due to an increased sensitivity to oxidation of the Al-containing active regions [51]. In order to increase the maximum optical power achievable, the 𝑑/Γ ratio must be high but a high confinement factor results in high thermal facet load and larger beam divergence. In the case of high-power LDs, these parameters are crucial regarding reliability aspects.

We have studied the general principle of the LD that converts electrical energy into light and we have also introduced the main electro-optical parameters of an LD. After a brief introduction of the GaAs LDs global market, we will compare the electro-optical parameters of our LDs with the stateof-the-art.

Global market overview of gallium-arsenide laser diodes Nowadays, the LDs cover a wide range of application in different areas. From industry to military applications and scientific fields, the role and the use of LDs is clearly highlighted.

Industrial grade LDs are exceeding a power of 120W in CW regime from a standard 10 mm bar or 10W from a single 100µm width stripe at 9xx nm wavelength. QCW devices at 808nm already exceed 300W per bar, enabling several kW of pump power with the smallest footprints. The efficiency of state of-the-art materials for LDs already overcomes 60% and is scratching the 70% mark. All these improvements made LDs a well-proven instrument for:

 The industrial reality, e.g. in the soldering of car bodies in mass production for automotive.

 Spacecraft instrumentation, e.g. the intra-satellite communication  Basic equipment in many research Laboratories and Research Centers all over the world.

Figure I-12

shows the market sectors for industrial material processing. The low-power (< 1kW) and high-power (1-100kW) are described by submarkets such as macro (metal cutting, welding brazing with optical power in the range of 1kW or more), micro (application using LDs with optical power lower than 500W) and marking. The low-power segment represents nearly half of the market and includes lower power macro, micro, marking and engraving. The volume of global market for laser and material processing is estimated in 6B$ for 2009 and until now, the expansion rate reaches 3.8%. In 2016, the forecast was established about 10,5B$ [54]- [55]. in the market of LD-based systems. Among these eleven manufacturers, 90% use LDs in their products, more than 50% are vertically integrated in their manufacturing lines. In addition, among the companies holding less than 1% market share, there are at least five major manufacturers of LDs [54].

Figure I-14:

The main international leaders developing LD-based systems [54].

In the 1980s, low-power laser diodes were extensively developed for communication and datastorage purposes. The next step in exploring semiconductor laser technology has focused on the development of high-power LDs as key devices for laser system and their vast application potential in production processes such as welding, soldering, polymer joining, cutting, surface treatment and medical application. The breakthrough came early in the 1990s when the power lifetime of 1cm x 0,06cm laser bars reached more than 20W and 10.000h taking into account that the lifetime of a basic lamp does not exceed 1000h [50]. In the late 1990s, optical power levels of 50W for 1 cm bar with efficiency over 50% were demonstrated and first applications in polymer welding were publicized. Then, their first large-scale deployment for industrial applications was realized at that time [56]. The question arose whetherand if so howthose lasers could someday complement classical CO2 and solid-state lasers, possibly even in a near future. The main advantages of laser systems based on high-power LDs compared to lamp pumping or gas discharge for coherent light generation, are their smaller size, electro-optical conversion efficiency, simpler power and cooling supply as well as their higher reliability.

Fiber lasers have been consistently a growing part of this market for several years. In 2014, fiber lasers overtook CO2 as the leading revenue producer for industrial laser systems. The major component in a fiber laser lies in the optical pumping part basically provided by a LD. The pumping device can also be used as a stand-alone system for many industrial applications and in particular marking. The direct diode market (such as material processing) also shows strong growth. State-of-the-art performances review of high-power laser diodes emitting at 975nm

Recently, high-speed and high-power fiber lasers have emerged not only as a workhorse for information technology but also as a viable alternative to current generation of main-frame lasers for industrial and scientific applications [START_REF] Welch | A Brief History of High-Power Semiconductor Lasers[END_REF]. Laser machining and processing of materials, e.g., welding, drilling and precision cutting, are among the most important conventional applications.

High-power LDs emitting at 975nm are used in various fields [START_REF] Romanos | Diode Laser (980 nm) in Oral and Maxillofacial Surgical Procedures: Clinical Observations Based on Clinical Applications[END_REF]- [START_REF] Welch | A Brief History of High-Power Semiconductor Lasers[END_REF]: technology [START_REF] Wei | Fiber lasers and their applications[END_REF].

 Direct diode
In a previous section of this chapter, we have introduced the different electro-optical parameters of a LD ( 𝜂 𝐸 , 𝐼 𝑡ℎ , 𝑅 𝑆 , 𝑊𝑃𝐸, 𝛼 𝑖 , 𝜂 𝑖 , 𝐽 𝑡𝑟 , 𝐺 0 𝑇 0 , 𝑇 1 ) allowing to assess its performance. Now, it is interesting to make a review of state-of-the-art performances along the last twenty years. From  SQW stands for a LD with one single QW.

 DQW represents a LD with two QWs.

 Bragg_270/135/80 represents the Bragg order of the grating.
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Figure I-19: Values of WPE since 1995 extracted from [1]-[2]-[3]-[4]-[7]-[8]-[17]-[18]-[19]-[20]-[21]-[22]-[23]-

[24]- [26]- [START_REF] Rossin | High power High efficiency 910-980 nm Broad area laser diodes[END_REF].

Figure I-20: Values of internal quantum efficiency since 1995 extracted from [1]-[2]-[3]-[4]-[7]-[8]-[17]-[18]-[19]-[20]-[21]-[22]-[23]-[24]
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- [26]- [START_REF] Rossin | High power High efficiency 910-980 nm Broad area laser diodes[END_REF]. ℎ falls on the collection of Erbium ions, it will be amplified. For Erbium ions, the frequency 𝜈 0 fits with the 1550nm band and then can be considered as an ideal amplifier for wavelengths in this window that is the lowest-loss window of silica-based optical fibers.

Motivation and objectives of the study

Ytterbium (Yb)-doped fiber-based laser systems are currently the laser system chosen for the applications mentioned above. This is primarily due to their efficiency, broad gain bandwidth and operating wavelength near 1060nm (preferred for Nd: YAG lasers). cross sections of Ytterbium-doped germanosilicate glass, as used in the cores of Ytterbium-doped fiber [START_REF] Welch | A Brief History of High-Power Semiconductor Lasers[END_REF].

DFB laser seed at 1,55µm

Pre-Amplifier Pumping LD at 975nm The multimode 975nm Fabry Perot (F-P) LDs are still the best candidates as pumping sources for these applications and their wavelength stabilization as a function of temperature is now possible.

𝐸𝑟 3+ /𝑌𝑏 3+
However, the global market pressure drives the unit price down while maintaining high levels of performances and reliability, needing continuous improvement in terms of optical power output and differential quantum efficiency. Regarding intrinsic performances of the LDs, high optical power front facet output (10W for a 4mm cavity length) and high value of differential quantum efficiency (~ 0,9) are now achievable particularly due to efforts carried out on reduction of internal losses and series resistance but above all on robustness of laser facet to well-known Catastrophic Optical

Mirror Damage (COMD) failure. Nevertheless, due to temperature shifting, high-cost temperature stabilization setup or external wavelength-lock devices such as Volume Bragg Grating (VBG) are mandatory to maintain pumping efficiency and stability. In order to reduce such an additional high cost and the inconvenient use of external devices (i.e. multiple optical lenses) in particular for their sensitivity to mechanical disturbances, high power monolithically wavelength-stabilized lasers such as distributed Bragg reflector (DBR) and DFB lasers are today under investigations to achieve the best compromise between optical output power versus temperature drift.

Thermal resistance remains also a critical issue leading to a reduced junction temperature rise within the chip. This could be reduced up to 40% by an appropriate design of the laser chip and the use of epi-down bonding meaning that both the constant reduction of the thermal resistance (Rth) and thermal management optimization are also a concern especially for higher targeted optical output power such as 20W. Indeed, some Research Centers and Companies are currently on the way to Chapter I: High-power laser diodes: Physical background and technologies -Motivation of the study 54 obtain reliable optical output power up to 20W delivered from a 100µm width stripe laser and especially enabled by an efficient heat transfer from the laser active region to the basic heatspreading element. The extremely high density of heat sources inside the active layers of the heterostructure is still the fundamental item that must be considered. Indeed, when radiative recombination of injected carriers takes place, it is required to manage a heat density close to 3GW/cm 3 and generated inside the active region for the same stripe laser width operating at 10W.

Such an issue represents a record value for semiconductor optoelectronic devices and having in mind that extending the reliable optical power range up to 20W will be associated to a heat density elevation up to 10 GW/cm 3 in the active region. Basically, thermal resistance represents one the most useful indicator of the thermal performance of such devices and intensive works have been conducted to decrease it from an appropriate design of the epitaxial chip process, the use of epi pside down bonding and/or new solder materials. Furthermore, an erroneous thermal resistance measurement can lead to a wrong extraction of the junction temperature and accordingly an underestimated lifetime of the micro assembled device in operating conditions.

This PhD study aims to develop high-power DFB LDs with Al-free optical cavity enabling to fulfill the previous requirements, through a collaborative partnership between III-V lab and the Laboratoire de l'Intégration du Matériau au Système (IMS) from the University of Bordeaux which has a strong and well-established experience in reliability of optoelectronic and photonic technologies. Different technologies will be described and characterized through the next chapters specifically considering electrical, optical, thermal and thermomechanical aspects including:

 Three vertical structures derived from the well-established Large Optical Cavity (LOC).

 The developed process for the fabrication of a DFB grating layer in the vertical structure.

Up to now, no results have been reported of high-power LDs with an Al-free active region including such a layer.

 The implementation of an optimized Non-Injected Mirror (NIM) window in order to push forward the Catastrophic Optical Damage (COD) threshold at the front facet of the LD.

We do believe that such a study represents a significant part of the general Design for Reliability (DfR) effort carried out to produce efficient and reliable high-power devices at the industrial level.

Conclusion

This General background on semiconductor Laser heterostructures and description of optical resonators including a distributed feedback structure (DFB) have been given in a second part. Indeed, the different electro-optical parameters and in particular related to DFB laser resonators have been presented and discussed. The high-power LD with a ridge of 90µm has a typical spectral width higher than 3nm but regarding the application, the spectral width must be lower than 1nm.

Moreover, for a F-P LD, the detuning of the spectrum as a function of temperature is in the range of 0,5nm/°𝐶. For these reasons, the integration of an optical grating into the resonator is necessary allowing to reach less than 0,1nm/°𝐶 . The different technological parameters have been presented

and the coupling factor as well as the reduction factor (depending on the geometry of the grating) are crucial parameters since directly related to the vertical single mode selectivity. The main electrooptical parameters have been also stated for a high-power LD. We demonstrated that the output optical power and the Wall-Plug Efficiency (WPE) are related to internal quantum efficiency (at the first order) depending on physical effects that play a major role in performance drift (carriers recombination, current spreading, non-uniform optical field, non-radiative centers). The maximum output power can be also limited by the temperature rise of the active region, well-known as the thermal "roll-over" phenomenon. Excessive heat generation by ohmic heating leads to a significant temperature rise in the active region resulting in carrier spreading, significant gain reduction and an increase in non-radiative recombination. Moreover, important parameters of LDs deal with the series resistance (𝑅 𝑠 ) and a power-dependent limiting process resulting in the occurrence of two well-known failure modes: Catastrophic Optical Damage (COD) or Catastrophic Optical Mirror Damage (COMD). The power threshold decreases as the Al concentration in the active region increases that is due to an enhanced sensitivity to oxidation of the Al-containing active region. Thus, different trade-offs need to be considered for the optimal design (geometry of the cavity, confinement factor…) of high-power LDs ensuring to push back their COD limit and increase as far as possible their operating lifetime.

A last section addresses a brief overview of the LDs global market and in particular, a state-of-theart performances review of high-power LDs emitting at 975nm is given over the last 20 years. From an exhaustive evaluation of the literature, we have reported the different values of the main electrooptical parameters over the year only for LDs with 4mm cavity length and for comparison, the values obtained with the different III-V lab devices are also indicated ahead of time.

This PhD study takes part of a large project, funded by the French ministry of defense (DGA). A 10W pumping source operating in CW regime is mandatory for the development of this pulsed fiber laser Er/Yb at 1,55µm delivering a pulsed peak optical power over 1KW at 25°C. But because of the narrow spectral absorption of Er/Yb fiber, the pump source must have a narrow spectral width with a thermally stabilized central wavelength of 975nm. At this wavelength, the absorption is three times bigger than at 915nm, hence the fiber length can be reduced and consequently can avoid nonlinear effects in the fiber. The fiber laser must operate without thermal regulation but a high level of WPE (> 60%) is mandatory and a spectral stability is required for the pump source. Regarding the targeted application, it is demonstrated that most of the requirements must be fully covered with a LD pump source including DFB grating and the expected specifications are summarized below:

 POUT : > 10𝑊 (CW regime)  Lifetime : >10 years  Emission wavelength = 975𝑛𝑚  WPE : > 60%  Spectral wavelength stabilized : < 0,07𝑛𝑚/𝐾  Δ𝜆 < 1𝑛𝑚 @ FWHM
The next chapters will present the structure of the devices developed and optimized with the help of analytical and FEM models, their electro-optical characterization and finally, phenomenological analysis regarding their thermal and thermomechanical behavior.

Chapter II Description of the vertical structures and assessment of electro-optical performances

II. Introduction

The main goal of this PhD work is to develop a high-power Er/Yb-doped fiber laser and the key part of such a laser consists in the pump source and we demonstrate that the best choice is a LD emitting at 975nm. The general objective of this chapter lies in the technological description of the proposed LDs and the results of electrical and optical characterizations to determine their main intrinsic performances. This chapter is divided into three main parts. An opening section describes and compares the three vertical structures developed at III-V lab from a technological point of view, namely Large Optical Cavity (LOC), Super Large Optical Cavity (SLOC) and Asymmetric Optical Cavity (AOC). These structures have been particularly studied and analyzed regarding their specific properties: optical confinement, far field divergence, DFB coupling factor, optical losses and spectral width using optical simulations via FIMMWAVE® tools. Though the Non-injected Mirror (NIM) structure with a current block layer near the mirror has been already proposed for ultrareliable laser diodes used for high-rate and long-haul telecommunication applications, its effects are discussed by considering the impact of length variations and vertical position, aiming an optimal implementation for this high-power LD technology.

A second section deals with the complete description of the vertical structure fabrication process including in particular the core emissive structure, the patterning of the grating with the e-beam technique and the facets coating preventing from the well-established failure mode (COD)

occurring in laser diodes at high output power. The device mounting process is also detailed representing a key step to optimize the heat flow across the whole device that depends on the overall thermal resistance and its thermal management allowing to reduce the junction temperature.

 Metal  Oxyde  [P] Contact GaAs  [P] Cladding AlGaAs  [P] Grating GaInAsP  [P] Spacer GaInP  [P]Optical cavity GaInAsP  QW GaInAs  [N]Optical cavity GaInAsP  [N] Cladding AlGaAs  [N] Substrate GaAs 
Finally, a third section is devoted to the electrical and optical characterizations based on the measurement of the L-I-V curves in pulsed and CW regimes enabling to extract the internal parameters for each vertical structure and compared with simulation results. Our characterizations also address the wall-plug efficiency, the far field and vertical divergence playing a significant role in the coupling efficiency during the beam collimation as well as the spectral properties. Particularly the spectral width and the temperature stability of the wavelength achieved with a DFB LD are identified as crucial parameters to reach the performances required by the targeted application.

Description and comparison of the III-V lab vertical laser structures

The III-V lab has a strong experience in the development of high-power LDs and some highlights have been already reported in different papers published since 2009 [1], [2]. Thanks to our knowledge on both performances, robustness and failure analysis, design for reliability rules are of interest starting from the fabrication of the LD since this last takes positive feedback from characterization to epitaxial process improvement and a particular attention must be paid to reliability since the early steps of the chip fabrication and development. Basis of high reliability must integrate level of design, technological choices, process control and physical modelling of failure mechanisms; one of the goals being to guarantee failure distributions as tightened as possible at the end of the lifetime. In the next sections, three specific vertical structures are investigated and advantages and drawbacks are stated for each of them. The considered structures are grown in one (for F-P LD) or two (for DFB LD) steps using a metal-organic vapor phase epitaxy (MOVPE) on 2" GaAs wafers. The vertical structure for high-power LDs must fulfill contradictory requirements expecting to reach a final compromise. Indeed, a low series resistance is necessary to avoid Joule effect, meaning that high doping levels are necessary for all the layers in the vertical structure. However, ideally, the internal losses by free carrier absorption must be lowered as possible leading to a low doping profile especially on the p-side and at least in the area where the optical field is confined (GaInAsP layer). Therefore, the design of high-power LDs emitting at 975nm must address the following main issues:

 Such high-power LDs aim to be used as a reliable pump source for Er/Yb optical fiber laser.

Hence, the coupling factor between the LD and such a fiber source must be taken into consideration during the development.

 The maximum absorption spectrum peak of the Er/Yb optical fiber is centered at 975nm with a bandwidth of Δ𝜆 ≈ 3𝑛𝑚. Therefore, the pump source must have an emission wavelength at 975nm with low Δ𝜆 and a strong wavelength stabilization as a function of temperature. For that, a DFB structure is proposed.

To implement a DFB-based LD vertical structure, we will particularly investigate on the coupling factor of the grating that represents a key issue. Moreover, we will analyze the influence of the The next sections will detail the III-V lab vertical structures that are derived from an "Al-free" optical cavity highlighting several advantages compared to the well-known GaAs/AlGaAs structure [3] given below:

 the low reactivity of InGaP to oxygen facilitates regrowth for the fabrication of indexguided structures, p-side n-side QW Grooves  an higher electrical and thermal conductivity compared with AlGaAs, that can improve reliability by pushing up the COD threshold [3].

The first considered LD vertical structure corresponds to the Large Optical Cavity (LOC) that represents the first step in the high-power LD development. As a higher optical confinement is required, then we focused on the Super Large Optical Cavity (SLOC) vertical structure and finally the Asymmetrical Optical Cavity (AOC) vertical structure representing the last achievement of our study. This last vertical structure allows obtaining a high optical confinement while maintaining the lowest series resistance compared to other vertical structures processed by the competitors of III-V lab: FBH, JDS Uniphase and IET.

Optical simulations: FIMMWAVE® tool capabilities, material properties and main results

Optical properties of the three LDs vertical structures have been investigated using the software FIMMWAVE® tool that uses the well-known approximate method of effective index mode solver [4]. This method is a fast and reliable way to determine estimates for the guided optical modes, where the waveguide refractive index cross-section can be well approximated by the expression: 𝑛 𝑒𝑓𝑓 = 𝑓(𝑥)𝑔(𝑦). In this case and using the method of effective modes, the solver of FIMMWAVE® calculates the electrical field distribution along the x direction. From this distribution, it is possible to calculate the effective index in the A section and the waveguide structure namely 𝑛 𝑒𝑓𝑓 (𝑥). Then, the solver finds the results for 1D+z, which corresponds to the entire waveguide. Using FIMMWAVE®, it is possible to simulate the 2D cross-section of the LD as shown in Reminding that Λ = 𝑚 𝜆 𝐵 2𝑛 𝑒𝑓𝑓 ′ and knowing the period of the structure "Λ", the DFB order "𝑚", as well as the difference between the effective index without the DFB grating (𝑛 𝑒𝑓𝑓 ) and with the DFB grating (𝑛 𝑒𝑓𝑓 ′ ), it is possible to calculate the Bragg wavelength 𝜆 𝐵 for each guided mode.

As input parameter, the software needs details not only of the vertical structure geometry but also the refractive index for each layer. Hence, an exhaustive literature review of the proposed models has been necessary for calculations of refractive index corresponding to each layer.

Hereafter, different analytical models are compared in order to calculate the refractive index for each layer of the vertical structure of the LDs. Starting with the GaAs layer, AlGaAs, GaInAsP and GaInP layers are principally considered:

 GaAs layer: The model takes part from the well-established equation of W. Sellmeier [5]:

𝑛 = √ 𝐴 + 𝐵 1 -[ 𝐶 𝜆 ] 2 [Eq. II-1]
where A, B and C are empirical coefficients according to [5] and 𝜆 is the wavelength.

 𝑨𝒍 𝒙 𝑮𝒂 𝟏-𝒙 𝑨𝒔 layer: Different approaches allow to calculate the refractive index. One is based on the works of S. Adachi [6] while another derived from the works of V. Cardinal [7].

We choose to use the model of M.A. Afromowitz [8] because is the one who gives the lower deviation between the theoretical and experimental effective index for the LD:

𝑛(𝑥) = √1 + 𝐸 𝑑 𝐸 𝑝 𝐸 2 • 𝐸 𝑑 𝐸 𝑝 2 • 𝜂 𝜋 𝐸 4 ln ( 2𝐸 𝑝 2 -𝐸 𝐺 -𝐸 2 𝐸 𝐺 2 -𝐸 2 ) 𝐸 𝑝 = 3,65 + 0,871𝑥 + 0,179𝑥 2 ---𝐸 𝑑 = 36,1 -2,45𝑥 𝐸 𝐺 = 1,424 + 1,266𝑥 + 0,26𝑥 2 ---𝐸 = 1,2395 𝜆[𝜇𝑚] ---𝜂 = 𝜋𝐸 𝑑 2𝐸 𝑝 3 (𝐸 𝑝 2 -𝐸 𝐺 2 )
[Eq. where x represents the AlAs mole fraction, 𝐸 𝐺 , 𝐸 𝑝 and 𝐸 𝑑 stand for the band gap of the material, the oscillator energy and the dispersion energy respectively. The parameters 𝐸 𝐺 , 𝐸 𝐷 and 𝐸 𝑝 are known for many binary semiconductors alloy but can also be calculated for ternary and quaternary compounds [9].

 𝑮𝒂 𝒙 𝑰𝒏 𝟏-𝒙 𝑨𝒔 𝒚 𝑷 𝟏-𝒚 layer: This layer represents the optical confinement of the LD and is of major interest. Since the refractive index must be calculated with a sufficient accuracy, the model established by S. G. Wallace has been considered [10]. It gives a rather good estimation of the refractive index and allows obtaining the minimum deviation between the theoretical and the experimental effective index data. It is possible to predict the gap value as a function of the stoichiometry and thus, the refractive index:

𝑛(𝜆) = -6,904 + 21,95𝐸 𝑔 -14,828𝐸 𝑔 2 + 3,2𝐸 𝑔 3 𝐸 𝑔 = 1,35 + 0,668𝑥 -1,068𝑦 + 0,758𝑥 2 + 0,078𝑦 2 -0,069𝑥𝑦 -0,332𝑥 2 𝑦 + 0,03𝑥𝑦 2 [Eq. II-3]
 𝑮𝒂 𝒙 𝑰𝒏 𝟏-𝒙 𝑨𝒔 layer: This layer represents the QW. The optical confinement of the modes depends primarily on the refractive index of the QW and the GaInAsP layer. In literature, two models are proposed for refractive index calculation. The first value is based on the equation given by W. Sellmeier for GaAs [11]. A model based on the shift of 𝐸 𝑔 depending on the mole concentration x:

𝑛 = √ 𝐴 + 𝐵 1 -[𝐶 𝐸 𝑔 𝐺𝑎𝐴𝑠 𝜆𝐸 𝑔 (𝑥) ] 2 𝐸 𝑔 (𝑥) = 𝐸 𝑔 𝐺𝑎𝐴𝑠 -x • 1,501 + 0,436𝑥 2 [Eq. II-4]
The second model refers to the one proposed by M.S. Alam [12]: where 𝐸 0 and 𝛥 0 are referred to the fundamental band gap and spin orbit splitting energies. The term ℎ𝑐 𝜆 is the photon energy while 𝐴 0 and 𝐵 0 stand for the free electron hole pair contribution and the higher lying gaps contribution respectively.

𝑛(𝜆) = √𝐴 0 • [𝑓(𝜒) + 1 2 ( 𝐸 0 𝐸 0 + 𝛥 0 ) 3 2 • 𝑓(𝜒 𝑠0 )] + 𝐵 0 𝑓(𝜒) = 2 -√1 + 𝜒 -√1 -𝜒 𝜒 2 ---𝜒 = ℎ𝑐 𝜆𝐸 0 ---𝜒 𝑠0 = ℎ𝑐 𝜆(𝐸 0 + 𝛥 0 ) [Eq.
The refractive index calculated from these two models only differs to the first decimal. Finally, we choose the model of M.S. Alam because it allows obtaining optical simulation results closer to the experimental ones.

 𝑮𝒂 𝒙 𝑰𝒏 𝟏-𝒙 𝑷 layer: Few data are available in literature and only experimental measurements are reported from works of M. Schubert [13]. As example, this measurement was done to extract the refractive index but only up to 958nm. Assuming a linear behavior up to 980nm, we used a linear extrapolation to extract the value at 975nm as plotted in Figure II-5.

Figure II-5: Variations of the refractive index of GaInP material and the corresponding linear extrapolation from

955nm to 980nm.

Table II-1 summarizes the different models used to calculate the refractive index of each layer of the vertical structure.

Layer Material Model

[N] Substrate/

[P] Contact 𝐺𝑎𝐴𝑠 W. Sellmeier [5] [N-P] Cladding 𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠 M.A. Afromowitz [8] [N-P] LOC 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦 S.G. Wallace [10] QW 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 M.S.

Alam [12] [P] Spacer

𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝑃 M. Schubert [13] Table II-1: The different models used to calculate the refractive index for each layer of the vertical structure.

From the refractive index calculations, one can estimate the confinement factor Γ that is a key parameter since it is possible to predict the theoretical optical losses for each region of the LD vertical structure as reported in [13]:

0,90 0,91 0,92 0,93 0,94 0,95 0,96 0,97 0,98 0,99 Refractive index Linear extrapolation 𝛼 𝑖 = Γ(𝜎 𝑛 𝑛 + 𝜎 𝑝 𝑝)

[Eq. where 𝜎 𝑝,𝑛 correspond to the free electron and hole absorption cross-sections and 𝑛, 𝑝 are the doping levels of each layer.

The values of 𝜎 𝑝,𝑛 have been extracted from experiments reported in literature [14], [15]:

𝜎 𝑛 ≈ 4 • 10 18 𝑐𝑚 -2 , 𝜎 𝑝 ≈ 12 • 10 18 𝑐𝑚 -2 .
Based on the results of a proprietary simulation software specifically developed at III-V lab where input data are derived from many characterizations, the obtained and chosen values are the following ones:

𝜎 𝑛 ≈ 3 • 10 18 𝑐𝑚 -2 , 𝜎 𝑝 ≈ 11 • 10 18 𝑐𝑚 -2 .
The waveguide optical simulations, provided in the next sections, have been performed mainly to determine the following parameters: In the next section, we will describe the vertical structures developed at III-V lab starting from the first developed the LOC vertical structure. Then, we will discuss this choice justifying the development of the two other vertical structures (SLOC and AOC). In each section, we will compare the vertical structures through their optical and electrical properties, mainly in terms of coupling factor, far field, spectral width, optical losses and series resistance.



Technological description of the III-V lab vertical structures

Aiming to develop a pump source LD for Er/Yb fiber laser, the vertical structures developed at the III-V lab are processed on a GaAs substrate including a GaInAs-based QW. Due to the lattice mismatch between the strained QW and the optical cavity in GaInAsP, the emission of such structures is mainly TE-polarized.

 Large Optical Cavity (LOC) structure

The first LD vertical structure developed, in the field of high-power DFB LD at 975nm, is the LOC based on a single QW. This last allows obtaining a monomodal emission along the fast-axis with both low internal losses and series resistance. Table II- Aiming to develop a pump source with very high output optical power (>> 5W in CW regime), the width of the optical cavity is large by forming two separate heterojunctions in both sides of the homojunction. Such a structure can provide a small vertical far field angle, enabling to satisfy the requirements on the optical elements to shape the beam. It also increases the near field width that allows reducing the output facet load and it is possible to obtain a fill factor of the optical mode in the QW equals to 1,2%. 

Layer Material Doping Thickness [𝝁𝒎] Substrate 𝐺𝑎𝐴𝑠 Confidential information 150 Cladding 𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠 Confidential information LOC 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦 Confidential information 0,55 QW 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 Confidential information 0,009 LOC 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦 Confidential information 0, 55 
Spacer 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝑃 Confidential information 0,1 DFB Grating 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦 Confidential information 0,05 Spacer 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝑃 Confidential information 0,1 Cladding 𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠 Confidential information 0,2 Cladding 𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠 Confidential information 1,3 Contact 𝐺𝑎𝐴𝑠 Confidential information 0,13

 Super Large Optical Cavity (SLOC) structure

The second vertical structure is the SLOC that derives from the LOC structure. Its main objective is to reduce the fast axis divergence by using an optical cavity with a higher thickness. A narrow beam divergence makes easier the coupling of the light into the optical parts but also reduces the power density within the optical cavity. The SLOC presents a 2,5 𝜇𝑚 thick optical cavity that is twice compared to the LOC structure thickness and so the number of guided modes increases inherently. The SLOC waveguide structure will support the propagation of many higher order vertical modes. The odd modes are supported by the waveguide but for a symmetric situation, there is a node at the QW. At this node, destructive interferences can occur and thus are not amplified. The higher even modes have higher losses than the fundamental ones and only the fundamental mode can have a resonance [16]. One can say that even if the vertical thickness of the optical cavity is bigger than that of the LOC, the transverse single-mode operation can propagate. For the SLOC vertical structure, the fill factor Γ in the QW is 0,7% that is lower compared to the LOC structure. A higher optical cavity thickness reduces the overlap of the optical modes in the highly-doped layers. Therefore, the optical losses by free carriers absorption linked to the doping level decrease and the COD threshold for this structure is higher compared to the LOC structure.

Spacer 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝑃 Confidential information 0,1 DFB Grating 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦 Confidential information 0,01 LOC 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦 Confidential information 0,5 Spacer 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝑃 Confidential information 0,1 Cladding 𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠 Confidential information 2,7 Contact 𝐺𝑎𝐴𝑠 Confidential information 0,18
A major drawback with the SLOC structure lies in the increase of the 𝑅 𝑠 that negatively affects the Wall-Plug Efficiency (WPE).

 Asymmetric Large Optical Cavity (AOC) structure

The last vertical structure deals with the AOC. Such a structure allows reducing the series resistance using a high asymmetrical design by reducing the p-side optical cavity thickness.

However, in the p-side of the optical cavity, the confinement of the modes is lower compared to that of the LOC and SLOC structures. For this reason, two QWs are included into the structure to obtain a higher gain and mitigate the lower confinement into the p-side optical cavity. With such a vertical structure, it is possible to obtain a confinement factor (Γ 𝐴𝑂𝐶 ) of the optical mode in the QWs equal to 2,2%. This value is almost twice of the LOC vertical structure (Γ 𝐿𝑂𝐶 = 1,2%) and four times bigger than SLOC (Γ 𝑆𝐿𝑂𝐶 = 0,7%). Because of that, the COD threshold can be lower than the other structures. We must note that the fabrication of AOC structure-based LD including a DFB portion is not planned in the framework of this study. Accordingly, all the results reported for the AOC devices are only based on a F-P vertical structure.

a. Theoretical calculations of the optical losses and series resistance for each vertical structure

The relative contribution to the series resistance and optical losses of the different regions of the vertical structures can be calculated. For the first parameter, [Eq. I-20] presented in "Chapter I-Main electro-optical parameters of a high-power Laser diode" is basically used:

𝑅 𝑖 = 𝜌 • 𝐿 𝐴 = 1 𝑞 • 𝑁 • 𝜇 • 𝐿 𝐴 → 𝑅 𝑠 = ∑ 𝑅 𝑖 𝑛 𝑖=0
[Eq. where 𝑞, 𝑁, 𝜇, 𝜌 represent the elementary charge, the doping level of the layer, the mobility of the electron/hole within the layer respectively.

Considering the results described in the previous section "Chapter II -Optical simulations:

FIMMWAVE® tool capabilities, material properties" the cross-section of the refractive index profile, the optical losses (𝛼 𝑖 ) as well as the series resistance (𝑅 𝑠 ) are predicted hereafter (see Figure for each layer of the three vertical structures considering the 975nm emission wavelength. For the calculations of the 𝑅 𝑠 , some important assumptions must be considered:

 The QW contribution is neglected. The doping level of the QW corresponds to the residual value of the last grown layer that is the n-side quaternary alloy GaInAsP. Indeed, a low doping level (≈ 10 14 𝑐𝑚 -3 ) results in a high value of resistance. Because the QW has a very low thickness (0,009𝜇𝑚), we assume no contribution to the overall series resistance.

 The contact resistance "𝑅 𝑐 " is also neglected since it is assumed to be much lower than the series resistance.

Table II-5 summarizes the results concerning the overall series resistance and internal losses as a function of the cavity length for the three vertical structures.

LOC SLOC AOC

Cavity length

[mm] The slow axis divergence is not a specific issue because the dimension of the fiber core and the LD emissive facet are almost the same and equal to 100𝜇𝑚. In contrast, based on the expected performances of the LD, we must take care of both:

𝑹 𝒔 [𝐦𝛀] 𝜶 𝒊 [𝒄𝒎 -𝟏 ] 𝑹 𝒔 [𝐦𝛀] 𝜶 𝒊 [𝒄𝒎 -𝟏 ] 𝑹 𝒔 [𝐦𝛀] 𝜶 𝒊 [𝒄𝒎 -𝟏 ] 2 
 The divergence of the fast axis because it is inversely proportional to the height of the optical cavity:

𝜃 𝑉 ≈ arctan ( 2𝜆 𝜋•1,25•10 -6 ).
 The slow axis since it is inversely proportional to the width of the LD:

𝜃 𝐻 ≈ arctan ( 2𝜆 𝜋•100•10 -6
) .

An experimental study has been performed on LOC and SLOC vertical structures, demonstrating that the coupling efficiency into an optical fiber of 100𝜇𝑚 of inner core diameter (numerical aperture equal to 0,15) reaches 82% just above the threshold and 80% under an injected power of 1W for the LOC structure. For the SLOC structure, these performances are clearly improved since a coupling efficiency of 98% and 87% just above the threshold, under an injected power of 1W have been achieved respectively. We can conclude that the coupling efficiency considering both the performances of both LOC and SLOC vertical structures are good enough to consider our LD technology as pump source for high-power Er/Yb-doped fiber laser.

c. Estimation of the DFB coupling factor for the LOC and SLOC structures

Based on waveguide optical simulations, it is possible to estimate the coupling factor 𝜅 of the DFB grating layer. The section "Chapter I-Structure and design parameters of an optical resonator with Bragg grating -Distributed Feedback architecture" explains that the coupling factor must stay in a specific range (0,5 < 𝜅𝐿 < 2 ) corresponding to a typical targeted value as reported in [17]. In literature, different values of 𝜅 have been extracted for high power LD at 975nm.

In 2006, a value of 2 𝑐𝑚 -1 is extracted for 1,5mm and 3mm cavity length high-power DFB LD at 975nm [18]. In 2010, this value was increased up to 3cm -1 for a 3mm cavity length LD [19]. In 2011, the team at FBH studied the impact of coupling factor 𝜅 on differential quantum efficiency (𝜂 𝐷 ) and modal gain (Γ𝑔 0 ), these are inversely proportional to 𝜅. Hence, they chose to use 9 𝑐𝑚 -1 as given in [20]. In 2012, they published a work reporting values of 𝜅 ranging from 0,6 𝑡𝑜 1 𝑐𝑚 -1 [21]. Table II [2]- [18]- [19]- [20]- [21].

The 𝜅 value can be modified using a spacer layer and moving away the DFB grating from the LOC.

At III-V lab, values of 𝜅 ≈ 4,66 𝑐𝑚 -1 and 𝜅 ≈ 2,33 𝑐𝑚 -1 were set [2].

The coupling factor mainly depends on the imperfection of the real shape of the grating. Thus, it is of interest to investigate on the influence of the relative mark length on the values of 𝜅𝐿 for a firstand second-order grating (see Figure . Clearly, the second-order grating is the most affected by variations of the relative mark length compared to the first-order grating. However, a second-order grating was chosen because of the main difficulties to pattern a first-order grating that requires a very short pitch (Λ ≈ 100nm) using the e-beam technique. To obtain a 𝜅𝐿 ≈ 0,92 or 𝜅𝐿 ≈ 1,3, we used the second-order square shape grating with

Λ m Λ = 25%. Assuming a value of 𝜅 𝑒𝑞𝑢𝑎𝑙 𝑡𝑜 0,92 𝑐𝑚 -1 and [Eq. I-11]( Λ = 𝑚 𝜆 𝐵 2𝑛 𝑒𝑓𝑓 ′ ),
it is possible to obtain a grating pitch of 290nm, easier to pattern with III-V lab facilities.

Based on these considerations, one can calculate the theoretical spectral envelop width when a DFB structure is implemented. The optical simulation calculates the effective index of all the guided modes into the optical cavity. According to [Eq. I-13], it is possible to calculate the Bragg wavelengths "𝜆 𝐵 " for all the guided modes travelling along the optical cavity. Considering that Λ and m are equal to 287,5 𝑛𝑚 and 2, as well as using the calculated effective refractive index (𝑛 𝑒𝑓𝑓 ′ ) of the guided modes, one can calculate the Bragg wavelengths for the first and the last index modes propagating within the waveguide. A maximum of 38 and 40 modes can propagate within the optical cavity for LOC and SLOC structures respectively. The difference between the first and the last guided modes allows giving the complete spectral line width equal to 0,55nm and 0,6nm for the SLOC and the LOC structures respectively.

It is important to consider that the depth of the grooves affects the optical confinement and consequently the total number of guided optical modes. This is mainly due to the difference of the refractive index of the grooves and the central ridge. For instance, based on optical simulations, with a depth of the grooves close to the epi p-side of GaInAsP layer, almost 80 modes can be guided.

Indeed, the number of the guided modes is inversely proportional to the grooves depth. Hence, it is recommended to use a groove depth of 2,2µm and 2,8µm for the LOC and SLOC structures respectively. The depth will certainly affect the thermal management of the LD and so the final choice must result from a compromise between the expected optical confinement and the thermal management. Based on both optical and thermal simulations, an etching depth equal to 0,8µm and 1,3µm has been chosen for the LOC and SLOC structures respectively, corresponding to the middle of the epi p-side cladding layer.

To determine the optimal depth of the grooves, the influence of their etching in the coupling factor has been analyzed through optical simulations as reported in 

Effects of a Non-Injected-Mirror (NIM) window

The emission facet of the LD is subjected to a huge local heating effect due to a recombination process at the GaAs-Air interface and the reabsorption phenomenon of the emitted light particularly [22]. The first one is significant at low optical power while the last one dominates at high levels of optical output power. The surface recombination leads to a temperature rise and, as a consequence, an increase of the current threshold that can result in a catastrophic failure due to a very strong local heating at the front facet [23], [24]. The optical absorption increases linearly with the output power increasing the facet temperature [25]. Facet heating reduces the band gap energy, consequently increasing the absorption coefficient and concentrating the current, that lead to further non-radiative recombination process responsible of local heating. This "positive" feedback cycle undergoes a well-known effect known as thermal run-away, bringing a rapid increase of both the facet temperature resulting in a COD. The two contributions are shown in 

Depth of grooves

Figure II-10: General contributions of the optical absorption and the surface carrier-recombination process to the heat power variations at the front facet versus the optical output power of the LD [25]- [26].

The heat generated leads to a local reduction of the band gap estimated via the well-known equation reported by Y.P. Varshni [27]: where 𝛼, 𝛽 are constants depending on materials while 𝐸 0𝐾 represents the energy gap at 0K and T stands for the temperature.

𝐸 𝑔 = 𝐸 0𝐾 - 𝛼𝑇 2 𝑇 + 𝛽 [Eq.
To reduce and even avoid such effects, different solutions have been proposed in literature:

 A non-pumped zone near the facet via segmented electric contacts [28].

 Different passivation processes [29]- [30].

 A non-absorbing mirror (NAM) due to a large band gap close to the facet using Ion beam implantation [31]- [32]- [33] or quantum well intermixing [34].

 A Non-Injecting mirror (NIM) with a current block layer near the mirror [26]- [35]- [36]- [37].

All these solutions are introduced after the overall epitaxial process allowing fabricating the vertical structure and modifying the bandgap without epitaxial regrowth. The top contact is divided in three parts. To influence the carrier density near the facets, which is responsible for the heating along the front facet, the voltage in the mirror region must be controlled separately. Thus, it is possible to Heat-power at the facet

Output Power

Optical absorption Surface carrier-recombination modify the bandgap at the facet. The ion implantation quantum well intermixing method uses a glass film etched with a mask. Neutral impurities are implanted into the semiconductor material through the glass film. The varying thickness of the film controls the amount of neutral impurities implanted in the region above the quantum well. Then, the wafer goes through an annealing process.

At elevated temperatures, the generated vacancies diffuse from their high concentration region to a low concentration region further down into the wafer structure. The vacancies movement intermixes the different atoms in the quantum well structure. The effect of intermixing creates a graded quantum well structure, thereby increasing its bandgap energy profile at the intermixed region [38].

The NIM window consists in an insulator layer (in our case SiO2) just above the metallization and close to the emissive facet of the LD (Figure . This layer reduces the current injection at the facet. reported on the use of a current block layer of 30 µm near the facet and under the metallization layer [39]. In 2014, the FI and OSRAM Opto Semiconductors (OOS) published some relevant results on a specific implementation of a passivation layer. Moreover, using micro-optical structures on the facet, they were able to tailor the phase front of the slow axis modes inside the waveguide and the beam quality as well as the brightness have been improved [40]. In 2015, IMS laboratory, from the University of Bordeaux, has investigated on the influence of the unpumped window length on high-power LD emitting at 980nm with a current block layer of 30 µm and even more [36]. [26]- [36]- [39]- [40].

To determine the optimal length of the NIM, optical simulations have been done. In particular, it was studied the impact of the vertical position of the NIM (from 0,1 to 1,8 µm) for two different Based on simulation results, an optimized design of the NIM window has been proposed:

-We choose a NIM vertical position equal to 0,4µm, keeping the fast axis divergence and the far field intensity quite unchanged.

-An etching depth equal to 0,5 µm for both NIM length. With such an etching depth, the NIM reaches the p-side cladding layer ensuring an electrical insulation in the region of the emissive facet.

In the next chapter, we will describe the effects of the NIM window on the current density at the level of the front facet and its possible effect on COD. The DFB LOC vertical structure has a coupling factor equal to 1,3 and a spectral linewidth of 0,6nm. The fast and slow axis divergence has been determined and optical simulations give a divergence of the fast (𝜃 𝑉 ) and slow (𝜃 𝐻 ) axis equal to 31° and 6,1°. The major drawback with such a structure lies in its vertical divergence. Because of the optical cavity thickness, it may be difficult to reach a high coupling efficiency (80% under 1W of injected power) between the LD and the Er/Yb optical fiber.

To overcome such a limitation, the DFB SLOC vertical structure has been developed. This structure has a 𝑘𝐿 ≈ 0,92 that allows to obtain a spectral linewidth of 0,5nm. The fast and slow axis divergence has been investigated and the optical simulations show a divergence of the fast (𝜃 𝑉 ) and slow (𝜃 𝐻 ) axis equal to 18° and 6,1°. Hence, it is possible to reach a higher coupling efficiency between the LD and the Er/Yb optical fiber (87% under 1W of injected power). Moreover, the thickness of the optical cavity is twice compared to the one of the LOC structure enabling to reduce the overlap of the optical modes in the highly-doped layers. Therefore, the optical losses linked to the doping level decrease and the COD threshold is significantly pushing up compared to the LOC structure (14% more). However, the SLOC structure has a higher series resistance than the one obtained for the LOC structure (30% more), leading to an increase of Joule effect and, consequently, reduce the WPE.

Thanks to the high asymmetrical design, the developed AOC structure allows to strongly decrease the series resistance (60% less than LOC and 72% less than SLOC). The fast and slow axis divergence has been investigated through optical simulations and we obtain: 𝜃 𝑉 = 30° and 𝜃 𝐻 = 6,1°. The double QWs structure results in a higher threshold current, almost twice compared to the LOC structure. Finally, a higher confinement reduces the COD threshold compared to the LOC and SLOC structures. Table II The next section will give the detailed description of the fabrication process of the LDs starting from the epitaxy to the final device mounting.

Fabrication process of the vertical structure

This section is dedicated to the description (step by step) of the fabrication process of the overall vertical structure. The first section addresses the epitaxy on the GaAs substrate and then, the lithography process is described. Finally, the last sections focus on the facet coating and the device mounting.

Epitaxial process background

The three vertical structures are fabricated using two main steps based on the Metal Organic Vapour Phase Epitaxy (MOVPE) technique. The first growth is performed on a N-type GaAs substrate. The first step consists in a deposition of N-type AlGaAs layer graded index. After that, the epitaxy of the AlGaAs cladding layer and then the GaInAsP/GaInAs/GaInAsP stack is processed. 

 [N] GaAs  [N] AlGaAs  [N]-[P] GaInAsP  GaInAs  [P] GaInP  SiO2  [N] GaAs  [N] AlGaAs  [N]-[P] GaInAsP  GaInAs  [P] GaInP  SiO2  [N] GaAs  [N] AlGaAs  [N]-[P] GaInAsP  GaInAs  [P] GaInP

Step description Views

After the grating patterning, the device is ready for the second growth epitaxy. In 

 [N] GaAs  [N]-[P] AlGaAs  [N]-[P] GaInAsP  GaInAs  [P] GaInP  [P] GaAs  SiO2  [N] GaAs  [N]-[P] AlGaAs  [N]-[P] GaInAsP  GaInAs  [P] GaInP  [P] GaAs  SiO2  [N] GaAs  [N]-[P] AlGaAs  [N]-[P] GaInAsP  GaInAs  [P] GaInP  [P] GaAs  SiO2  [N] GaAs  [N]-[P] AlGaAs  [N]-[P] GaInAsP  GaInAs  [P] GaInP  [P] GaAs  SiO2  Metallization  [N] GaAs  [N]-[P] AlGaAs  [N]-[P] GaInAsP  GaInAs  [P] GaInP  [P] GaAs  SiO2  Metallization
Substrate metallization.

Table II-10: Main steps of the lithography process for the fabrication of the DFB grating and the ridge.

Properties of the facets coating

The 

Front view

Top view

 [N] GaAs  [N]-[P] AlGaAs  [N] -[P] GaInAsP  GaInAs  [P] GaInP  [P] GaAs  SiO2  Metallization
Thus, to avoid the oxidation process at the facets, a passivation layer is mandatory after the cleaving process. As this process is not realized in a vacuum chamber and to avoid oxidation of facets, the time between the cleaving and the passivation must be the lowest as possible. The reflectivity of cleaved facet, with or without passivation, is nearly 33% and a coating of the facets with a layer or a stack of layers modifies this value. While the mirror on the rear side has a reflectivity over 90% (high reflectivity side/HR), the front mirror allowing for light extraction has a much lower reflectivity than 5% (anti-reflection side/AR). The value of AR reflectivity must be chosen carefully since the value of 𝐽 𝑡ℎ depends mostly on it:

𝐽 𝑡ℎ = 𝐽 0 exp ( 𝛼 𝑖 + 𝛼 𝑚 Γ𝑔 0 ) [Eq. II-9]
However, as reported in Figure II-17, the 𝐽 𝑡ℎ strictly depends also on the AR coating. In "Chapter I -Main electro-optical parameters of a high-power Laser diode" we have analyzed the 𝑊𝑃𝐸 = 𝜂 𝐷 (𝐼) • 𝜂 𝑈 (𝐼) • 𝜂 𝑡ℎ (𝐼) and in this equation, there is a term that directly depends on the current threshold density, the 𝜂 𝑡ℎ (𝐼). Because of that, in order to maximize the WPE, a particular attention must be paid to the choice of the AR reflectivity. For a DFB structure, the reflectivity and the optical losses at the mirror are modified. The equation Γ𝑔 𝑡ℎ = 𝛼 𝑖 + 𝛼 𝑚 introduces the parameter 𝛼 𝑚 that corresponds to the optical losses at the mirror, but the "true" losses can be achieved from the solution of a transcendental equation [43]. The AR mirror has a reflectivity of 1% with TiO2/ SiO2 (2 layers). A value of AR lower than 1% allows obtaining higher optical power but increases the threshold current.

Considering that the LD will be used as a pump source for the Er/Yb optical fiber, the highest value of optical power requires having an AR value lower than 1%.

For the HR facet, two different coatings have been considered: HR mirror of 90% with SiO2/TiO2

(3 layers) and 95% with SiO2/TiO2 (4 layers). The increase of HR reflectivity provides an increase of the optical output power (few %) at the front facet but can affect the LD robustness. Such an issue will be analyzed and discussed in the "Chapter IV".

Device mounting process

Packaging is the ultimate but the most cost-consuming step. Packaging can cause mechanical strain on the active region and may lead to premature COD [45]. The soldering process needs to overcome two main issues:

 A high quality electrical contact,  An optimized heat transfer coupled to the minimization of the strain and the stress induced by the different assembly process steps.

To improve heat transfer, recent literature reported on the effect of a microchannel liquid cooled assembly and for instance, X. Liu et al. demonstrated significant improvement in terms of thermal roll-over, WPE and thermal resistance [46].

The chip dimensions are relatively small compared to those of the heat sink and the submount, since the cavity is typically of few millimeters length and 350µm width. It is well-established now that a CuW submount provides a much lower thermal expansion rate compared to pure copper while maintaining a necessary thermal conduction one [47]. In our case, it is possible to solder the CuW submount on top of the C-mount heatsink at III-V lab facilities or buy a CuW submount directly connected to the C-mount heat sink. In this last case, a dedicated soldering process is used at high pressure and temperature and part of the CuW can diffuse into the surface of the C-mount heatsink, creating an intermixing zone at the interface.

During the soldering operation or continuous wave operation, the micro assembled device heats up.

In both cases, the different materials show different geometrical changes due to the Coefficient of Thermal Expansion (CTE) mismatch. In order to avoid thermomechanical failures of the LD, the CTE of the submount (around 6 10 -6 𝐾 -1 ), needs to be closer as possible to that of the GaAs substrate one. Table II-12 gives the thermo-mechanical properties of the main materials constituting the micro assembled device. [9]- [48]- [49].

The Gold/Tin (AuSn) eutectic solder allows the absorption of the mechanical stress while Indium (In) is preferentially used as soft solder when the CTE mismatch is not considered as critical [50].

Even if the CTE mismatch is large between GaAs and Cu, it is possible to use Indium as a solder thanks to its strength and malleability. However, the thermomechanical stress and the elevated temperature when the LD operates at high output power, limit significantly the applicability of soft solders [46]. The nature and the quality of the die-attach solder can dramatically reduce the reliability of high-power LDs and a higher COD threshold can be obtained with AuSn solder compared to Indium solder. For high-power LDs ( ̴ 10W in CW regime), the lifetime with indium solder reaches 500 hours while lifetime increases over 1600 hours with AuSn solder [46]. So, the CuW submount combined with AuSn solder appears as the best solution to provide both good thermal conductivity and thermal expansion matching those of GaAs. 

Short summary

In this section, we described the overall process fabrication of the LD. Starting from the GaAs substrate, we detailed all the technological steps used to grow the different layers (AlGaAs, GaInAsP and GaInAs) and to define the ridge width. In "Chapter II-Description and comparison of the III-V lab vertical laser structures", we have studied the DFB grating and calculated the pitch to operate in a DFB mode at 975nm. In this chapter, the grating structure has been processed and a DFB LD has been fabricated. We have analyzed the effects of facet coatings on the DFB coupling factor. Finally, we studied the device mounting and how different die-attach materials (AuSn or In) can affect the reliability of the LD.

In the following section, we will introduce the different test benches used for electro-optical characterizations of the LDs and the methodology for the extraction of the main internal/external parameters.

Electrical and optical characterizations

In this section, the different experimental setups for the CW and pulsed L-I-V characteristics of high-power F-P LDs are described. All the test benches are used to extract the main parameters of our LDs enabling to assess performances of each vertical structure.

First, a detailed description of the setup dedicated to the CW L-I-V characterization is given. With this setup, it is possible to extract some external parameters such as 𝜂 𝐸 , 𝜂 𝐷 , 𝐼 𝑡ℎ , 𝑅 𝑆 , 𝑉 𝑡ℎ , and to perform spectral measurements. Secondly, a description of the setup developed for pulsed L-I-V measurements is given allowing to determine the internal parameters such as 𝛼 𝑖 , 𝜂 𝑖 , 𝐽 𝑡𝑟 , 𝐺 0 , 𝑇 0 , 𝑇 1 .

The pulsed L-I-V setup is used to avoid self-heating of the LDs and, therefore, to obtain accurate extrapolation of the external parameters. Third, in a final subsection, spectrum and far field measurements for each vertical structure are also performed.

L-I-V curves in CW and pulsed regime: setup and results

LDs of each vertical structure were tested with the C-mount heat sink mechanically contacted with a temperature-controlled gold-plated copper test fixture. The LDs have been characterized under CW conditions with a heat sink temperature maintained at 20°C using a temperature sensor located in the rear edge of the C-mount. The optical power is measured with a calibrated photodiode connected to the integrating sphere. The detection head of the power meter has an aperture of 30,5mm and an accuracy of ±3% reading value. The optical spectrum is measured with an Optical Spectrum Analyser (OSA) MS9740A from Anritsu. The accuracy is estimated to be ±1pm around 980nm. The calibration is done using a thermopile power meter from THORLABS as an "etalon".

The test bench is composed of a THORLABS current supply (ITC 4020) biasing both the LD and the thermoelectric cooler (TEC). The supply source of the LD has a maximal output current of 20A with a maximal voltage of 5V and a current accuracy of ±0,1% of the reading value + 8mA. The TEC current control has an accuracy of ±0,2% of the reading value + 8mA. The integrating sphere has two outputs (photodiode sensor and multimode fiber) to collect the received light. A multimeter 34401A from AGILENT reads the output voltage of the photodiode located in the integrating sphere and the other multimeter 34401A performs 4-wires measurement of voltage (see Figure . The multimeter 34401A has an accuracy of ±0,0035% of the reading value +0,0005% range, in this case 10V. All the setup is remotely controlled via a home-made LabView® software. This last automatically collects the L-I-V data and then generates an Excel file with all the extracted parameters and relevant plots. The SLOC structure has a slope efficiency higher than the previous structure, and consequently a higher WPE. For high values of current (> 5A), the WPE remains higher than for the LOC structure within the range 4-12A. The AOC has 𝜂 𝐸 (𝐼) almost equal to the values of SLOC or LOC, but because of the higher 𝐼 𝑡ℎ , the 𝜂 𝑡ℎ (𝐼) is lower as well as the WPE. Table II From Figure , the high values obtained for 𝜂 𝑡ℎ and 𝜂 𝐸 at low values of current can be highlighted. When 𝜂 𝑡ℎ reaches its maximum, 𝜂 𝐸 has already decreased. Such an effect is more obvious for the AOC structure. Because of that, the maximum value of WPE for the AOC structure cannot be higher than the one for the LOC structure.

The pulsed measurement is performed with the "2520 Pulsed Laser Diode Test System" developed by KEITHLEY, consisting in an integrated and synchronized system for testing LDs. This setup can perform pulsed L-I-V testing up to 5A (500ns pulse width) to deduce the internal parameters of a LD as described in Figure II-25.

The main interest of pulsed L-I-V measurements is to reduce as far as possible the self-heating phenomenon (or at least reducing it to become negligible) compared to the CW regime and responsible of an erroneous extraction of its intrinsic parameters. In addition, it is possible to calculate the characteristic temperature for the three vertical structures, as described in "Chapter I -Main electro-optical parameters of a high-power Laser diode". 

Short summary

The SLOC structure highlights the best WPE regarding the three vertical structures but with the highest value of series resistance. The AOC structure gives the best values of characteristic temperature (T0=171 K compared to 128 K and 86 K for the SLOC and LOC) and series resistance but reaches the maximum of WPE at high levels of current. Hence, the maximal value of WPE is lower than the other structures. Finally, the LOC structure reaches the maximal value of WPE before the one extracted from the other structures but gets the worst 𝜂 𝐸 (𝐼). Hence, the WPE does not remain constant for high values of bias current.

As we can conclude, all three structures have their own pros and cons and so the final choice of the suitable vertical structure will depend on the final targeted application. From the differential quantum efficiency, it is possible to calculate the internal parameters of the LD. Hence, one can write:

𝜂 𝐷 = 𝜂 𝑖 • 𝛼 𝑚 𝛼 𝑖 + 𝛼 𝑚 = 𝜂 𝑖 • 1 2𝐿 • ln ( 1 𝑅 1 𝑅 2 ) 𝛼 𝑖 + 1 2𝐿 • ln ( 1 𝑅 1 𝑅 2 ) 1 𝜂 𝐷 = 1 𝜂 𝑖 • 𝛼 𝑖 + 1 2𝐿 • ln ( 1 𝑅 1 𝑅 2 ) 1 2𝐿 • ln ( 1 𝑅 1 𝑅 2 ) = 1 𝜂 𝑖 • [ 2𝐿𝛼 𝑖 ln ( 1 𝑅 1 𝑅 2 ) + 1] 1 𝜂 𝐷 = 1 𝜂 𝑖 2𝛼 𝑖 ln ( 1 𝑅 1 𝑅 2 ) • 𝐿 + 1 𝜂 𝑖 [Eq. II-10]
From [Eq. II-10] and using the values of the differential quantum efficiency (η D ) as well as the reflectivity of the facets, it is possible to calculate the following parameters:

- In chapter I, we have considered the [Eq. I-8] that establishes the amplitude condition providing the lasing effect of a LD and it is possible to substitute the value of 𝑔 𝑡ℎ using the definition of the material gain, 𝑔 𝑚𝑎𝑡 = 𝑔 0 • ln (

𝐽 𝐽 𝑡𝑟

). Hence, we can write:

Γ𝑔 𝑡ℎ = Γg 0 • ln ( 𝑗 𝑡ℎ 𝑗 𝑡𝑟 ) = 𝛼 𝑖 + 1 2𝐿 ln ( 1 𝑅 1 • 𝑅 2 ) Γg 0 • ln ( 𝑗 𝑡ℎ 𝑗 𝑡𝑟 ) = 𝛼 𝑖 + 1 2𝐿 ln ( 1 𝑅 1 • 𝑅 2 ) → Γg 0 [ln(𝑗 𝑡ℎ ) -ln(𝑗 𝑡𝑟 )] = 𝛼 𝑖 + 1 2𝐿 ln ( 1 𝑅 1 • 𝑅 2 ) ln(𝑗 𝑡ℎ ) = ln(𝑗 𝑡𝑟 ) + 1 Γg 0 [𝛼 𝑖 + 1 2𝐿 ln ( 1 𝑅 1 • 𝑅 2 )] ln(𝑗 𝑡ℎ ) = 1 2Γg 0 ln ( 1 𝑅 1 • 𝑅 2 ) • 1 2𝐿 + ln(𝑗 𝑡𝑟 ) + 𝛼 𝑖 Γg 0 [Eq. II-11]
Plotting the ln(𝑗 𝑡ℎ ) as a function of Each vertical structure shows a high internal quantum efficiency (i > 0,9) and very low internal losses (i < 0,7 cm -1 ) in very good agreement with the state-of-the-art results, recently published on high-power LDs and described in "Chapter I".

The 𝜂 𝑖 represents the probability of a photon obtained from a transition of an electron from the conduction band to the valence band within the optical cavity and gives information about the percentage of the radiative recombination in the QW. Finally, a value close to one is related to a very low rate of non-radiative recombination.

The 𝛼 𝑖 , gives important information about the quality of semiconductor layers (in particular related to scattering [51]) and the overlap of the optical modes with the cladding layers (free carries absorption). Considering the low values obtained with our technology whatever the considered structure, we do assume that our design of the three vertical structures is now optimized. The modal gain Γ𝐺 0 represents the material gain adjusted to take into account the poor overlap that always exists between the optical mode and the medium gain, as described in "Chapter I -Quantum well structure". The modal gain is caused by the generation of a photon due to the transition of an electron from the conduction band to the valence band. A high value of the modal gain gives both a strong generation of stimulated photons and a high level of output optical power. One can note that vertical structure, having multiple QWs such as the AOC one, will present a higher modal gain.

The values of Γ𝐺 0 strongly differ from one vertical structure to another and in particular between the LOC and SLOC structures. Even if the AOC has an optical cavity thickness similar to the LOC, the modal gain value is quite similar to the SLOC because of two QWs.

The Due to the coupling of the optical field with the DFB grating, the spectral width is significantly reduced as displayed in  The vertical divergence of the LOC structure, that was the first one considered in this study, allows obtaining 82% of the output power into an optical fiber around 1W in CW regime.

Based on the current density JCOD, the experimental COD threshold, in CW operation, is observed to reach 12A.

 In order to increase the coupling efficiency into the Er/Yb optical fiber and to reach the highest COD threshold, a new vertical structure was proposed, namely the SLOC. Such a structure, for a 4mm DFB cavity length, reveals a COD threshold, in CW operation, near of 14A that is significantly higher compared to that of the LOC vertical structure. In addition, the coupled output power into the Er/Yb optical fiber increases up to 87%. The WPE reaches its maximum (55%) 𝑎𝑡 4𝐴 and then decreases for high values of bias current (up to 10% from the maximum at 10A). Unfortunately, the increase of the overall structure thickness compared to the LOC one results in a higher series resistance (30% more than LOC). In addition, the fill factor of modes in the quantum well is almost the half of the LOC structure (Γ LOC = 1,2%) resulting in a higher threshold current that consequently has a negative impact on the WPE. In this context, a new design of vertical structure (AOC) has been implemented. The optical losses in the cladding are not negligible and can decrease the COD threshold. For a 4mm cavity length, the COD threshold, in CW operation, reaches 10𝐴. The WPE reaches its maximum (55%) 𝑎𝑡 8𝐴 and then decreases for high values of bias current (up to 5% from its maximum at 10A).

To provide a better heat exchange and whatever the considered vertical structure, all the high-power

LDs are mounted epi p-side down. Because of the design of the vertical structure, the optical cavity of the AOC structure is located near of the heat sink compared to the LOC or SLOC ones that can irremediably provide a higher thermomechanical stress on the active region (so lower the COD threshold) and require an optimized thermal management of the micro assembled LD. The chapter III will address and discuss this issue.

Conclusion

This chapter aimed to describe the proposed LDs from a technological point of view and report on the results of electrical and optical characterizations enabling to determine their main intrinsic performances. This chapter has addressed three main parts.

In the first section, three vertical structures, developed in the cleanrooms of III-V lab (LOC, SLOC and AOC), have been studied. Taking benefit from its solid experience in the development of highpower LDs in the IR band, the considered devices are grown in one (for F-P LD) or two (for DFB LD) steps using a metal-organic vapor phase epitaxy (MOVPE) on 2" GaAs wafers. The overall structure of the LD is based on the edge double trench planar structure and an "Al-free" optical cavity with a 90 µm wide strip. Each design has been described with a specific emphasize on the main differences in terms of materials, thickness of layers and doping levels. Through dedicated optical simulations using both analytical models and FIMMWAVE® tools, some key parameters of the LDs have been determined: series resistance and optical losses, coupling factor, far field divergence and spectral width of the DFB versus F-P optical spectrum.

The effect of the cavity length is clearly shown on the series resistance of each structure that represents the main source of thermal dissipation at high levels of bias current. Considering this effect, the innovative AOC structure reveals one of its main advantage, demonstrating a very low series resistance (ex. 10m for a 4mm cavity length) but the highest value of internal losses (0,6 cm -1 ) whatever the cavity length, in comparison with the two other structures (LOC and SLOC).

Their vertical refractive index profile has been also calculated, predicting an excellent optical confinement factor (> 2%) of the AOC design.

Because of the performance requirements for the targeted application, the spectral envelop width needs to be reduced lower than 1nm. For that, a specific DFB structure has been processed (only for the LOC and SLOC structures) that remains a challenge for high-power LDs since only few research centers succeeded in its development. With these optical simulations, the properties of the DFB vertical structure have been studied to predict the theoretical coupling factor and the spectral width as well as analyze the influence of the grooves depth on the optical confinement. The coupling factor depends on the imperfection of the real shape of the grating. Thus, it has been of interest to investigate on the influence of the relative mark length on the values of 𝜅𝐿 for a first-and secondorder grating. Clearly, the second-order grating is the most affected by variations of the relative mark length compared to the first-order grating. However, a second-order grating was chosen because of the main difficulties to pattern a first-order grating using the e-beam technique that requires a very short pitch (Λ ≈ 100nm). We used the second-order square shape grating with a relative mark length equal to 25% allowing to obtain: 𝜅𝐿 ≈ 0,92 or 𝜅𝐿 ≈ 1,3. Finally, the following outcomes are highlighted:

 An optical output power and a WPE reaching 9,5W at 12A and 55% at almost 6A respectively for the AOC structure.

 Through the optical simulations, the predicted values of the vertical divergence for the three structures are in very good agreement with the characterizations. These results are dependent on the structure (from 18° for the SLOC to 30° for the AOC/LOC).

 The benefit of the DFB architecture since the spectral envelop is lower than 1nm with an SMSR higher than 30dB. For the SLOC-based design, the spectral drift versus temperature is limited to 0,08nm/°C instead of 0,3nm/°C for a F-P device. For the LOC structure, the results are quite similar.

 As required by the targeted application, the possibility to fabricate LDs emitting at 975nm, with high optical power and WPE reaching  10W and  60% respectively as well as temperature-stabilized DFB operating mode up to 60°C (< 0,1nm/°C).

Chapter III Thermal management issue Introduction

In the previous chapter, we have demonstrated the capability for a LD based on an AOC vertical structure to reach both a high optical output power (> 9W @ 12A) and a WPE reaching 55% at almost 6A. To obtain such performances, a particular attention must be paid to the thermal dissipation in the micro-assembled device (from the LD to the C-mount heat sink). This third chapter aims to bring a comprehension of the heat propagation in our LD technology through different tools using analytical calculations and FEM simulations.

A first section gives a brief overview of the different heat sources in a high-power LD including well-established processes such as: Joule, Auger, SRH, re-absorption and scattering effects. But calculation of these heat contributions leads inevitably to some approximations. A typical example lies in the heat due to the Auger recombination since the Auger recombination coefficient is difficult to predict or even to measure and in literature. Only an estimation is often available.

In a second section, we will describe the implementation methodology of a relevant analytical model used to estimate these heat sources. For that, we will propose an analytical thermo-electrical model derived from three models already reported in literature, the data achieved by experimental measurements and theoretical L-I-V curves. This model enables to predict any L-I curve of a LD over a large range of bias current, knowing the external and the internal parameters as well as establishing a simple relationship between the structure design of the LDs and their optical performances.

The development of high power LDs emitting at 975nm capable to reach high levels of optical power (10W) needs to accurately analyse the LD optical power limitations and optimize its packaging. The packaging process of such devices requires overcoming both optical, mechanical and electrical issues. These last are often highly interactive and the stability of devices is an essential factor to ensure high performances and develop reliable solutions. In such a context, time dependent FEM-based Multiphysics simulations appear as a relevant tool.

Indeed, despite the great interest of these analytical models, some local effects can only be analyzed through 2D or 3D simulations in particular based on FEM. The last section will describe, analyse and discuss the results achieved from 2D stationary thermo-electrical simulations. These last have been performed with the COMSOL© software using a mandatory Multiphysics approach, to predict the thermal flow distribution in a F-P and DFB LDs under a specific bias current. Then, the effect of grooves etching depth defining the stripe width (90µm) and the length of Non-Injected Mirror  The heterojunction and the Thomson heating processes.

 Heating by optical re-absorption and scattering processes.

Joule effect -Ohmic heating

When a flow of carriers passes through a metal or a semiconductor, it establishes a process leading to energy loss. Such a flow leads to frequent carrier scattering by phonons, leading to a continuing energy loss to the lattice. The carriers move from the higher electrostatic voltage to a lower electrostatic one and the energy difference corresponds to the energy absorbed by the lattice as Joule heat Hj (Wm -3 ) [2]. The general equation governing this phenomenon is the following:

𝐻 𝐽 = 𝑗 ⃗ 𝑛 2 𝑞𝜇 𝑛 𝑛 + 𝑗 ⃗ 𝑝 2 𝑞𝜇 𝑝 𝑝 [Eq. III-1]
where 𝐽 𝑛/𝑝 stands for the electron/hole current density, 𝑞 is the elementary charge, 𝜇 𝑛/𝑝 is the electron/hole mobility and 𝑛/𝑝 represents the electron/hole concentration.

The Joule heating is known as dissipated power estimated from: 𝑃 𝑒𝑙𝑒_𝑑𝑖𝑠𝑠 = 𝑉 • 𝐼 = 𝑅 𝑠 • 𝐼 2 where V and I are the voltage applied to the LD and the current passing through it. Hence, the Joule heating is proportional to the electrical resistance of each layer within the LD.

Heating from Auger and Shockley-Read-Hall processes

The photon can leave the semiconductor or be re-absorbed but in both cases, not contribute to a direct heating process. In contrast, the phonon contributes largely to the heating of the semiconductor crystal lattice. Because we focus on heat sources, only phonon contribution will be considered in this study. The two main recombination phenomena related to phonon emission are the Auger and Shockley-Read-Hall effects.

A brief theoretical survey of these phenomena is presented hereafter. The average heat released is proportional to the difference between the quasi-Fermi levels:

𝐻 𝑅 = 𝑅(𝐸 𝐹𝑛 -𝐸 𝐹𝑝 ) [Eq III-2]
where 𝐻 𝑅 stands for recombination heat, R is the recombination rate and includes the Auger and Shockley-Read-Hall recombination processes.

The Auger recombination involves three particles: an electron and a hole that recombine in a bandto-band transition and give off the energy to another electron or hole as shown in When the energy is transferred to an electron in conduction band, this is pushed high into the conduction band and the first electron recombines with the hole within the conduction band. The third electron gradually gives off its energy thermally and relaxes to the band edges [2]- [5].

The Auger recombination can be written as:

𝑅 𝐴𝑢𝑔 = 𝐶 𝑛 𝑛 • (𝑛𝑝 -𝑛 𝑖 2 ) + 𝐶 𝑝 𝑛 • (𝑛𝑝 -𝑛 𝑖 2 )
[Eq. where 𝑛 and 𝑝 are the concentrations of free carriers, 𝐶 𝑛 and 𝐶 𝑝 are the Auger coefficients and 𝑛 𝑖 is the intrinsic concentration. At high levels of injection, it is assumed that 𝑛 ≅ 𝑝 ≫ 𝑛 𝑖 2 and considering that 𝐶 𝑝 = 𝐶 𝑛 = 𝐶, one can write:

𝑅 𝐴𝑢𝑔 ≈ 𝐶 𝑛 3 [Eq. III-4]
The value of the Auger coefficient (C) is quite difficult to determine through experiments. In literature, this coefficient is available for direct band gap compound semiconductors and in this case, this coefficient is near of ≅ 1 • 10 -28 𝑐𝑚 6 /𝑠 for InGaAs material [2]. Above the optical threshold, the value of free carriers concentration is constant. Based on electro-optical simulations via EDio, a software developed at III-V lab, our calculations give 𝑛 𝑡ℎ ≅ 1,53 • 10 12 [1/𝑐𝑚 3 ] for our LD technology.

In a paper published in 1990, Y. C. Chen reported that the Auger rate saturates for 𝑛 > 𝑛 𝑡ℎ [6]. In addition a PhD work, developed at TRT in 1998, has confirmed that Auger contribution to the heating process is clamped after the optical threshold [7]. A study carried out in 2004, shows a correlation between the stripe width and the injected current contribution to the Auger phenomena [8]. This paper has taken into consideration an InGaAs/GaAs single QW and studied the influence of the stripe width on Auger recombination. It has been highlighted that a greater fraction of the . Such deep-level defects are able to trap electrons from the conduction band as well as holes from the valence band. From [2], one can write:

𝑅 𝑆𝑅𝐻 = 𝑁 𝑡 𝑐 𝑛 𝑐 𝑝 (𝑛𝑝 -𝑛 0 𝑝 0 ) 𝑐 𝑛 (𝑛 + 𝑛 1 ) + 𝑐 𝑝 (𝑝 + 𝑝 1 ) = (𝑛𝑝 -𝑛 0 𝑝 0 ) 𝜏 𝑝 (𝑛 + 𝑛 1 ) + 𝜏 𝑛 (𝑝 + 𝑝 1 )

[Eq. where 𝑁 𝑡 is the density of traps and 𝑐 𝑛 and 𝑐 𝑝 are the trap coefficients (𝑐 𝑛/𝑝 𝑁 𝑡 = 1/𝜏 𝑛/𝑝 𝑆𝑅𝐻 ). If 𝐸 𝑡 represents the trap energy, the electron 𝑛 1 and hole 𝑝 1 concentrations are given by the following equations:

𝑛 1 = 𝑁 𝑐 exp ( 𝐸 𝑡 -𝐸 𝑐 𝑘 𝐵 𝑇 ) -----𝑝 1 = 𝑁 𝑣 exp ( 𝐸 𝑣 -𝐸 𝑡 𝑘 𝐵 𝑇 ) [Eq. III-6]
These two contributions are bound to the electrons density in the LD and this last is clamp above the optical threshold (see Annex n°1). Therefore, above the optical threshold, the Auger and Shockley-Read-Hall recombination give a constant contribution to heating generation into the LD.

Heating from optical re-absorption and scattering processes

Above the optical threshold, the carriers injected foster the photon production. The generated optical wave makes a round trip into the cavity. Some optical waves go out from the front facet of the LD while instead, some other optical waves penetrate the materials outside the optical cavity along the parallel direction of the epitaxial growth axis. In this case, the optical wave can be partially or fully absorbed. The absorption causes phonon generation and thus a quantity of heat via lattice vibrations. The law that describes this phenomenon is the following:

𝐻 𝐴 = 𝛼 0 Φ 𝑝ℎ ℎ𝑣 [Eq. III-7]
where 𝛼 0 stands for the optical absorption coefficient, 𝛷 𝑝ℎ represents the photon flux density and ℎ𝑣 is the photon energy. It is obvious that such a generated heat depends proportionally on photon energy (see Annex n°2).

Thermal and optical analytical models

In the previous section, we reminded the analytical equations that quantify the main heat sources into a LD. In this section, we will describe the implementation methodology of a relevant analytical model used to estimate these heat sources. Such an easy and quick to solve analytical model can give important information to improve the design of the LDs whatever the considered vertical structure. Some parts are difficult to estimate and experimental comparisons are necessary to adjust such a model. The calculation of these heat contributions, only based on theoretical data, leads to some approximations. A typical example lies in the heat due to the Auger recombination.

The Auger recombination coefficient is difficult to calculate or measure and, in literature, only an estimation is available. We propose an analytical thermo-electrical model derived from three models already reported in literature, based on data achieved by experimental measurements (𝛼 𝑖 , 𝜂 𝑖 , 𝐽 𝑡𝑟 , Γ𝑔 0 ) and theoretical calculations (𝑅 𝑠 , 𝐼 𝑡ℎ , 𝑇 0 , 𝑇 1 ). These models can establish a simple relationship between the structure design of the LDs and their output optical performances. From these last, it is possible to extract the internal parameters of the LDs but above all to use them as input for this analytical thermo-electrical model.

Modelling methodology of L-I curves a. Model n° 1: The III-V lab approach

This analytical model aims to predict the L-I curve of our LDs technology taking into account its junction temperature. Since the optical power is affected by the heat generation, this model takes into account the heat generated within the LD using the experimental characteristic temperatures (𝑇 0 and 𝑇 1 ).

The [Eq. III-8] allows to determine the junction temperature and it is possible to predict the optical power 𝑃 𝑜𝑝𝑡 (𝑛) as a function of the bias current as follows:

𝑇 𝑗 = 𝑇 𝑎 + 𝑅 𝑡ℎ (𝑉 𝑡ℎ 𝐼 + 𝑅 𝑠 𝐼 2 -𝑃 𝑜𝑝𝑡 (𝑛)) → ΔT(𝑛 -1) = 𝑇 𝑗 -𝑇 𝑎 ΔT(𝑛 -1) = 𝑅 𝑡ℎ (𝑉 𝑡ℎ 𝐼 + 𝑅 𝑠 𝐼 2 -𝑃 𝑜𝑝𝑡 (𝑛))

[Eq. 𝑇 𝑗 , 𝑇 𝑎 , 𝑉 𝑡ℎ , 𝐼 , 𝑅 𝑡ℎ , 𝑅 𝑠 are the junction and environmental temperatures, the threshold voltage, the current, the thermal resistance and the series resistance of the LD respectively. The subscript "n" represents the iteration of the bias current (I) applied to the LD.

The final value of 𝑃 𝑜𝑝𝑡 (𝑛) is extracted when the iteration converges to the third decimal value.

𝑃 𝑜𝑝𝑡 (𝑛) = (𝑉 𝑡ℎ 𝐼 + 𝑅 𝑠 𝐼 2 ) -𝑅 𝑡ℎ /ΔT(𝑛 -1)

[Eq.  For the first iteration (n=1), it is possible to use a generic value of ΔT(0) = 𝑇 1 -𝑇 0 and solve [Eq. . With such a value and using [Eq. , it possible to calculate the value of ΔT(𝑛 -1).

 For the second iteration, we report the value of ΔT(𝑛) in [Eq. . Using this value, the optical power 𝑃 𝑜𝑝𝑡 (𝑛 + 1) becomes:

𝑃 𝑜𝑝𝑡 (𝑛 + 1) = 𝜂 𝐸 (𝐼 -𝐼 𝑡ℎ ) = = 1,24 𝜆 𝜂 𝐷(0) • 𝑒𝑥𝑝 ( 𝛥𝑇(𝑛) 𝑇 1 ) • [𝐼 -𝐼 𝑡ℎ(0) • 𝑒𝑥𝑝 ( 𝛥𝑇(𝑛) 𝑇 0 )] [Eq. III-10]
The changes of 𝜂 𝐷 as a function of the cavity length (on the first decimal) and the other terms are well-known assuming to be independent of temperature. The terms 𝜂 𝐷(0) and 𝐼 𝑡ℎ(0) can be calculated as follows:

𝜂 𝐷(0) = 𝑛 𝑖 𝛼 𝑚 𝛼 𝑖 + 𝛼 𝑚 ---𝐼 𝑡ℎ(0) = 𝐽 𝑡𝑟 • 𝑤 • 𝐿 • exp ( 𝛼 𝑖 + 𝛼 𝑚 Γ𝐺 0 )
[Eq. where 𝛼 𝑚 stands for the optical mirror losses, w is the ridge width and 𝐿 represents the cavity length. The other parameters have been already defined in the "Chapter II".

Using [Eq. III-8] and [Eq. III-10] recursively until the convergence, it is possible to find the optical output power of the LD for a given bias current.

As example, Table III-1 gives the internal and external parameters for three cavity lengths of a LOC vertical structure and to calculate [Eq. , we use the values of internal parameters extracted according our methodology developed in "Chapter II-Electrical and optical characterizations". The difference between the simulated and experimental optical power clearly lies in the thermal behaviour considered in this model. For each iteration, we use the first calculated values of 𝜂 𝐷(0)

L [mm] w [µm] ƞi R1 [%] R2 [%] αi [cm -1 ] ƞd [W/A] Rs [Ω] Vth [V] Rth [K/W] T0 [K] T1 [K] Ith [A] 4 90 
and 𝐼 𝑡ℎ(0) and so the self-heating of the LD is not taken into account.

To improve the fit between the predicted and experimental L-I curves as far as possible, an alternative solution could consist in a modification of the overall thermal resistance and internal losses values into the first model. For instance, a value of 7 and 5 K/W for 3 and 4 mm cavity length respectively and internal losses of 1cm -1 have been used in Figure III-3 for a fit improvement tentative. As demonstrated, the error is significantly lowered at high bias currents ( 3%) whatever the considered cavity length but remains important at low bias current ( 15%) for long cavity (4mm). The same accordance between experimental and predicted L-I curves can be achieved by modifying the series resistance or the characteristic temperatures. But for a good fit, the series resistance must be increased of one order of magnitude. Usually Rs ranges from 27 to 37mΩ and in order to obtain the same optical power, Rs was increased from a factor of 10 for the same cavity lengths. Clearly, these values are not similar to ones determined in "Chapter II-Electrical and optical characterizations". With such high values of RS, the Joule effect rapidly increases the temperature affecting the maximum optical power by a large thermal roll-over. A change in the characteristic temperatures (T0=50 °C and T1=80°C for a 4mm LD cavity) leads to a better agreement between experimental and simulated optical power. Unfortunately, these two temperatures are one order of magnitude smaller than the experimental ones.

Figure III-2: (a) Predicted and experimental L-I curves versus cavity length. (b) Relative error between predicted and experimental L-I curves. [The experimental optical power shows the well-known thermal roll-over that is not considered in this first model].

This first model is based on a main approximation since the optical power is calculated from the initial values of 𝜂 𝐷(0) and 𝐼 𝑡ℎ(0) without considering any other variations due to the heating process.

So, an improved model must be established.

b. Model n° 2: the Simarjeet approach

From the methodology developed by S.S Simarjeet in 2007 [9], an improved analytical model is proposed. This last is derived from the III-V lab model but considers the self-heating of the LDs. For each iteration, the 𝜂 𝐷(𝑛) and 𝐼 𝑡ℎ(𝑛) are calculated using the previous values: 𝜂 𝐷(𝑛-1)

and 𝐼 𝑡ℎ(𝑛-1) . We just remind that the previous model calculated these values starting only from the first iteration since for each iteration, the 𝜂 𝐷(𝑛) and 𝐼 𝑡ℎ(𝑛) are constant and equal to 𝜂 𝐷(0) and 𝐼 𝑡ℎ(0) . First, the dissipated power must be calculated from [Eq. . Then, the optical power is calculated using a self-consistent method and the main difference between this second model and the model n°1 lies in 𝜂 𝐷(𝑛) and 𝐼 𝑡ℎ(𝑛) , implemented in the expression of 𝑃 𝑜𝑝𝑡 given below:

𝑃 𝑜𝑝𝑡(𝑛+1) (𝐼) = 1,24 𝜆 𝜂 𝐷(𝑛) • 𝑒𝑥𝑝 ( 𝛥𝑇(𝑛) 𝑇 1 ) • [𝐼 -𝐼 𝑡ℎ(𝑛) • 𝑒𝑥𝑝 ( 𝛥𝑇(𝑛) 𝑇 0 )] [Eq. III-12]
The values of 𝜂 𝐷(𝑛) and 𝐼 𝑡ℎ(𝑛) in [Eq. are calculated according to [Eq. for each iteration depending on the last iteration. The values of 𝑛 𝑖 and 𝛼 𝑖 are extracted for each iteration and are temperature dependent. This allows considering the thermal effects since both 𝜂 𝐷(𝑛) and 𝐼 𝑡ℎ(𝑛)

values are related to the bias current and so temperature. Based on data given in Table III- The relative error between the experimental and simulation curves is reduced, in particular at bias current levels (< 3%) without any modifications of RS and characteristic temperatures. However, the relative error remains high at low bias current levels for long cavity (≈ 18%) and so, a third model is proposed further. [Eq. where:

𝜂 𝑖 (Δ𝑇) = 𝜂 𝑖 (0) • exp [- Δ𝑇 𝑇 𝜂 ] 𝛼 𝑖 (Δ𝑇) = 𝛼 𝑖 (0) • exp [- Δ𝑇 𝑇 𝛼 ] Γ𝑔 0 (Δ𝑇) = Γ𝑔 0 (0) exp[-Δ𝑇/𝑇 𝑔 ]
[Eq. In this model, the 𝜂 𝑖 , 𝛼 𝑖 are assumed to be dependent on temperature and, as a consequence, the 𝑛 𝐷 and 𝐽 𝑡ℎ also depend on temperature as established in [11]. The parameters 𝑇 𝜂 , 𝑇 𝛼 , 𝑇 𝑔 𝑇 𝑡𝑟 represent the characteristic temperatures as well as 𝜂 𝑖 , 𝛼 𝑖 , 𝑇 0 , 𝑇 1 are the mandatory inputs required to use this proposed model. In "Chapter II-Electrical and optical characterizations", a methodology, enabling to extract all these parameters, has been described that is based on L-I-V pulsed and continuous measurements. Table III where 𝑇 𝐻𝑆 represents the heat sink temperature. Finally, this third model has been chosen to predict the optical power for bias current levels higher than those used for L-I-V curves measurement (I > 10A).

Figure III-5: (a) Predicted and experimental L-I curves versus cavity length. (b) Relative error between predicted and experimental L-I curves. [The relative error is significantly lower compared to ones calculated from the other models].

In particular, we will see its application in "Chapter III-Description of the modelling conditions in Comsol Multiphysics®" since using the predicted optical power at a specific bias current, it is possible to calculate the current density applied to the LD. In "Chapter III-Thermal and optical analytical model", this model will be used for the estimation of the heat sources located within the optical cavity.

Thermo-electrical modelling

In the previous section, we discussed the optical power models and we compared their ability to fit experimental L-I curves with the lowest error as possible. In this section and using the third model, we calculate the heat sources based on L-I-V curves measurement. The results of this model have been injected in the following thermo-electrical one, presented hereafter. This section focuses on the comparison of the results based on these two different inputs. Moreover, the results of such an analytical thermo-electrical model will be used in the "Chapter III-Description of the modelling conditions in Comsol Multiphysics® " to quantify the heat sources and set the boundary conditions.

Based on experimental data, the dissipated power is defined as given in [Eq. :

𝑃 𝑇𝑂𝑇_ 𝑑𝑖𝑠𝑠 = (𝑃 𝑒𝑙𝑒_𝑑𝑖𝑠𝑠 -𝑃 𝑜𝑝𝑡 ) = (𝑉 • 𝐼 -𝑃 𝑜𝑝𝑡 )
[Eq. On the basis of the works of M. Kanskar, the heat contributions in a high power LD can be written as reported in [12]:

𝑃 𝑇𝑂𝑇_𝑑𝑖𝑠𝑠 = (𝑃 𝑗𝑜𝑢𝑙𝑒 + 𝑃 ℎ𝑗 + 𝑃 𝑐𝑎𝑟𝑟𝑖𝑒𝑟 𝑙𝑒𝑎𝑘𝑎𝑔𝑒 + 𝑃 𝑏𝑒𝑙𝑜𝑤 𝑡ℎ𝑟𝑒𝑠ℎ𝑜𝑙𝑑 + 𝑃 𝑎𝑏𝑠𝑜𝑟𝑝𝑡𝑖𝑜𝑛+𝑠𝑐𝑎𝑡𝑡𝑒𝑟𝑖𝑛𝑔 )

[Eq. and the different contributions are the following: Figure III-6 plots the different heat contributions to the power dissipation for each vertical structure but only for a 4mm cavity length. It is clear that optical absorption and scattering phenomena are the dominant effects followed by the Joule effect as heating sources. In the case of LDs with 2 and 3 mm cavity length, the Joule effect is dominant because the 𝑅 𝑠 largely increases while the other contributions remain rather constant. The total experimental dissipated power is defined as:

𝑃 𝑗𝑜𝑢𝑙𝑒 = 𝐼
𝑃 𝑑𝑖𝑠𝑠 𝑒𝑥𝑝 = 𝑃 𝑜𝑝𝑡 -𝐼 • 𝑉, where 𝑃 𝑜𝑝𝑡 , 𝐼 𝑎𝑛𝑑 𝑉 are the optical output power, the bias current and the applied voltage to the LD respectively. With such an analytical model, we obtain a low relative error (< 7,5%) between the predicted and the experimental calculations of power dissipation in a large range of bias current (3-11A) and this error is low (< 5%) even at high bias current levels ( 𝐼 > 6𝐴). One can also note an increase of the error at low bias current (< 3A) reaching 22% and 15% for the SLOC and AOC structures at 1A while this error is low (< 3%) for the LOC structure.

We have calculated the contribution of the main heat sources for the high-power LD at 975nm for the three cavity lengths and for each vertical structure. From Figure III-6, one can deduce that the AOC vertical structure shows the lowest total dissipated power (7,5W at 11A) compared to the two other structures. This is due to a lower series resistance (lower Joule effect contribution) and lower optical reabsorption (benefit from its asymmetrical design).

Figure III-6: Heat contributions and total power dissipation versus bias current for the three vertical structures (only for 4mm cavity length) and relative error between experimental and calculated results. The comparison between the experimental total dissipated power and the one calculated using the proposed thermo-electrical model shows a low relative error (< 7,5%

) for all the structures in a large range of bias current.

In Table III-5, we report values of theoretical and experimental dissipated power (this last is deduced from some calculations) for a 4mm cavity length LOC vertical structure. Pdiss_theor.

[W]

Pdiss_exp.

[ 13 1,12·10 13 7 5,12 5,39 1,29·10 13 1,36·10 13 8 6,15 6,46 1,55·10 13 1,63·10 Since FEM-based simulations will be performed further in order to analyze the heat flow propagation in our LDs, these predicted heat sources are of great interest since in section "Chapter III -Description of the modelling conditions in Comsol Multiphysics® ", the FEM model will use optical output power values as input data. If we want to predict the heat flow distribution at high values of current (i.e. values largely higher than the current maximum experimental bias current), we need to get free of the experimental output power measurement.

Short summary

In this section, we have carefully analyzed the main heat sources contributions in a high-power LD emitting at 975nm. We have demonstrated the great interest to propose a relevant analytical model to predict the optical output power as a function of the bias current. Referring to literature, it has been possible to extract relevant models and this section has presented and compared the obtained results using three models. The performances and the limits of each model have been discussed.

We found that the main heating sources due to optical re-absorption process and Joule heating are predominant. To calculate these heat sources, we use the experimental optical power, meaning that we can calculate the heat sources only for bias current up to 10A. Based on external and internal parameters of a LD, a first analytical model (III-V lab) was established enabling to predict the optical power (for different cavity lengths and for each vertical structure) as a function of bias current values and above all, largely higher than experimental ones (>> 10A). Through an exhaustive literature review and derived from methodologies described in two other models (Simarjeet and Behringer), we have improved this analytical model and the relative error has been drastically lowered <5% when predicted and experimental L-I curves are compared in particular at high bias current levels. Then with such results, a thermo-electrical model has been established that allows us to quantify the heat sources within a LD independently from the measured optical power.

Description of the modelling conditions in Comsol

Multiphysics ® environment

The development of high power LDs emitting at 975nm capable to reach high levels of optical power (10W) with high values of WPE (> 60%), needs to accurately analyze the LD optical power limitations and optimize its packaging. The packaging process of such devices requires to overcome both optical, mechanical and electrical issues. These last are often highly interactive and the stability of devices is an essential factor to ensure high performances and develop reliable solutions [13]. In such a context, 2D stationary FEM-based multiphysics simulations appear as relevant tools.

The thermal management investigation is of major importance to scope these performances.

Therefore, the study of each assembly part (submount and die-attach materials) as well as the geometry of the LD (etching depth of grooves, layer thicknesses) has been carried out with FEM simulations. Indeed, despite the great interest of analytical models such as previously developed, some local effects can only be analyzed through 2D or 3D simulations in particular based on FEM.

For that, 2D stationary thermo-electrical simulations have been done to predict the thermal flow distribution within the micro assembled LD and paying particular attention to the following points:

 The impact of the etching depth of the grooves on the junction temperature depending on the bias current.

 The junction temperature versus current characteristics with different submounts (CuW or

Diamond-copper composite) and different soldering thicknesses.

In literature, there are many studies regarding application of Finite Element Modelling (FEM) as an efficient tool addressing thermal management of semiconductor LDs but all are based on some particular assumptions:

 Without considering any Joule effect as reported in [14].

 Based on the solution of a two-dimensional model, the stationary heat conduction equation obtained by the separation-of-variables approach [15].

 Using a rate-equation approach and compared to FEM results [16].

 Investigation on steady-state thermal behavior of a semiconductor laser in CW regime [3].

 A 2D model according the longitudinal section [9].

In order to calculate the thermal gradient within a LD, the simulation must take care of three main points:

 Calculation of the bias voltage from the current density travelling the structure considering the application of the Ohm's law.

 Modelling of the different heat sources within the optical cavity.

 Prediction of the temperature distribution through the solution to the Fourier equation.

As these three equations are coupled via the thermal and electrical conductivity of each material, a COMSOL Multiphysics approach is mandatory. This software is a general-purpose platform, based on FEM, for modelling and simulating different coupled physical phenomena involved in the operation of a system.

Material properties versus temperature

The first step of our simulations needs to consider the physical properties of each material used for the epitaxial process of the different layers. These properties correspond to relevant input data for the model used in the FEM. For thermo-electrical simulations, it is assumed that all the physical properties are not dependent on temperature.

All the electrical and thermal properties of each material of the micro assembled LD have been extracted from literature and summarized in Table III-6.

x y W(x,y) where x, y, W, K, 𝝆, Cp, 𝝐 𝒓 , N, 𝝁 𝒆/𝒉 , 𝝈 are the mole fraction, the lattice thermal resistivity, the thermal conductivity, the density, the heat capacity at constant pressure, the relative permittivity, the doping level, the electron/hole mobility and the electric conductivity respectively. Among all these parameters, their thermal behaviour has been carefully analyzed as given in the following sub-sections. For further information on material properties and their temperature dependence, one can refer to Annex n°3.

[ 𝑾 𝒎 • 𝒌 ] K [ 𝑾 𝒎•𝒌 ] 𝝆 [ 𝑲𝒈 𝒎 𝟑 ] Cp [ 𝑱 𝑲𝒈 •𝑲 ] 𝝐 𝒓 N [ 𝟏 𝒎 𝟑 ] 𝝁 𝒆 [ 𝒎 𝟐 𝑽 • 𝒔 ] 𝝁 𝒉 [ 𝒎 𝟐 𝑽•𝒔 ] 𝝈 [ 𝑺 𝒎 ] [N]AlxGa1-xAs 0,33 --- 8,
Copper --- --- --- --- --- --- --- --- --- --- ---

Thermo-electrical fem simulations -comparison between F-P and DFB vertical structures

This section will present some results of two thermo-electrical simulations mainly based on the LOC vertical structure. Note that these results can be easily applied to the two other structures.

First, simulations performed in "Chapter III -Results of thermo-electrical simulations along the transversal cross-section" and "Chapter III -Results of thermo-electrical simulations along the longitudinal cross-section", are done to understand the effects of the insulation channels etching and the NIM window processed at the front facet on the thermal management of the LD. Two different lengths of NIM window are considered. In this case, results from thermo-electrical simulations will be combined with those of optical simulations as detailed in "Chapter II -Effects of a Non-Injected-Mirror (NIM) window", in order to determine the optimal NIM length. Only 2D simulations are addressed. Indeed, due to a size heterogeneity of the structure, the 3D meshing procedure of the overall structure becomes a huge challenge in a reasonable time. For instance, the QW has a thickness in the order of a few tens of nm while the cavity length is in the range of mm.

Secondly, investigations on the grooves influence on the junction temperature does not required any specific 3D modelling. The computations equipment used for the thermo-electrical simulations cannot mesh layers with a thickness below 0,1μm, hence we decide to use some approximation.  The ground connection is set to the bottom of the copper support (3a, 3b).

 A fixed temperature is applied along the plane 3 of the C-mount heat sink (1a,1b).

 No heat exchange between the air and the LD, except for the bottom of the heat sink (3a,3b)

as reported in literature [9], [14].

 We assume a continuity between layers in the LD vertical structure:

𝑛 ⃗⃗ • (𝐽 1 ⃗ ⃗⃗⃗ -𝐽 2 ⃗⃗⃗⃗ ) = 0.
 There is an electrical insulation along the external edge of the structure (heat sink and LD):

𝑛 ⃗⃗ • 𝐽 ⃗ = 0.
 There is no air movement close to the LD and no forced convection is assumed.

The thermo-electrical fields are calculated using the FEM. One can find an approximate solution with fields of discretization defined on sub-domain of global domain [13]. The field in each subdomain is determined by a finite number of fields values in arbitrary points called nodes. For 2D FEM simulations, it is essential to use coupled field elements since these last associate thermal and electrical simulations and both simulations are performed at the same time. The current density, used in these simulations, cannot correspond to the same current injected in the LD. Indeed, part of the injected current in a LD is converted into light above the optical threshold. Moreover, the Joule 1a 2a 3a 1b 2b heat contribution to the heating generation is linked to the differential quantum efficiency 𝜂 𝐷 that depends on temperature as described in [Eq. and [Eq. . The current density used in COMSOL Multiphysics ® is calculated as follows: where w and L are the ridge width and the cavity length respectively while the 𝑤 • 𝐿 corresponds to the effective surface crossed by the current flow.

𝐽 𝑠𝑖𝑚𝑢𝑙 = 𝐽 𝑖𝑛𝑗𝑒𝑐𝑡𝑒𝑑 -(𝐽 𝑖𝑛𝑗𝑒𝑐𝑡𝑒𝑑 • 𝜂 𝑖 (𝐼)) 𝑤 • 𝐿 [Eq.
From values reported in Table III 4,20 1,06·10 13 9,55·10 12 7 5,12 1,29·10 13 1,14·10 13 8 6,15 1,55·10 13 1,29·10 Table III-9 compares computational performances (meshing and solver times) using both square and triangle elements of the transversal cross-section. Table III-9: Comparison of computational performances using square and triangle elements for the meshing process of the transversal cross-section.

Meshing of the transversal cross-section

Meshing element n° of nodes Meshing time [min]

Solver time [min]

Meshing of the longitudinal cross-section

Regarding the longitudinal cross-section, the situation is rather different. As an example, our model includes a 50nm thick QW with a length of 4000 µm which means a difference of five orders of magnitude resulting in a more complex meshing process. In comparison with the transversal cross-section, finally a meshing process based on triangle elements (> 10 6 ) was chosen. The FEM solver takes two iterations before reaching the solution with a convergence of 10 -5 . Figure shows the meshing distribution of the overall device.

The value of the junction temperature obtained with two different meshing operations does not change drastically. With different scenarios (multiple bias currents and heat sources in the QW), the temperature changes are not significant (first decimal). This means a temperature difference of ≈ 0,3% between a meshing considering square and triangular elements. Finally, a meshing process using triangular elements ( 300000 nodes) has been selected. 

d. Results of thermo-electrical simulations along the transversal cross-section

Junction temperature variations versus bias current

From the thermal point of view, one can assume that no significant difference should occur between the F-P and DFB vertical structures. Indeed, a DFB structure has two additional layers compared to the F-P one in the p-side (grating/-𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦 and spacer/-𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝑃) and though these layers have a low thermal and electrical conductivity as reported in Table III-6, no real difference is expected on the temperature distribution between the two structures. Such a result assumes that no concentration of defects is taken into consideration after the second step of the epitaxial process.

For a DFB architecture, it is possible to compare the experimental and simulated junction temperature in the QW during CW operation. Here, the considered vertical structure is based on a 4mm cavity length LOC vertical structure mounted on a C-mount heat sink. The junction temperature, deduced from experiments, is determined from the well-known formula:

𝑇 𝐽 = 𝑇 𝐻𝑆 + 𝑅 𝑡ℎ (𝑃 𝑒𝑙𝑒_𝑑𝑖𝑠𝑠 -𝑃 𝑜𝑝𝑡 )

[Eq. where 𝑇 𝐻𝑆 , 𝑅 𝑡ℎ , 𝑃 𝑒𝑙𝑒_𝑑𝑖𝑠𝑠 and 𝑃 𝑜𝑝𝑡 are respectively the TEC temperature, the thermal resistance of the LD, the total dissipated power within the LD and the optical output power.

LD CuW submount

Heatsink

Note that all these parameters have been experimentally determined and the technique to determine the thermal resistance (Rth) is detailed in the first part of "Chapter IV".

In order to achieve the best agreement between the experimental and the simulated results, the resistivity of the QW had to be modified and particularly decreased from 19 Ω • 𝑚 to 4,1 Ω • 𝑚 that corresponds to the residual doping level of the QW (the residual doping of the n-side GaInAsP layer grown). Similar results have been obtained for the SLOC and AOC vertical structures. Because the LD is soldered epi-p side down, such a configuration has a huge negative influence on the thermal dissipation. Because of the small area of contact, approximately 90𝜇𝑚 of the central ridge, the LD can be mounted with a possible tilt (teta) resulting from the soldering process. To avoid such a problem, a new configuration has been developed, namely the "double trench" process.

Each trench has a width of 10µm. In this configuration, the deposition of the metallization is uniform all over the device. Hence, during the soldering, the occurrence of such a tilt is lesser. The great interest of the "double trench" process is to provide a good planarization of the LD onto the heat sink. With the help of simulations, it is possible to analyse these two configurations from a the "double trench" are quite similar. One can conclude that the presence of the oxide in the "double trench" does not significantly affect the thermal dissipation. For this design, changing the oxide width does not have a significant impact on the heat flow within the vertical structure. The "double trench" design demonstrates a slight benefit at high bias currents (few % of Tj reduction) compared to the "single ridge" one. The results also demonstrate a quite optimistic behaviour of the simulations since the predicted junction temperature is continuously lower than the experimental one over the bias current range ( 5%). This can be due to both:

-The overestimated thermal resistance of the micro assembled LD used in [Eq. .

-Physical parameters of the LD model have been set based on data given in Table III-6 and these values have been extracted from literature that can be rather different from the materials used in our technology. We demonstrate that only a minor augmentation of the temperature (0,2°C @ 5A) occurs that is mainly due to the addition of two layers in the vertical structure of the LD (spacer and grating).

To summarize, thermo-electrical simulations considering the transversal section in combination with optical simulations allowed determining the optimal grooves etching depth that is established at 1,2 µm. This value results from a compromise targeting the best optical confinement as well as the best thermal management. With such a value, it is possible to increase the thermal roll-over threshold and, potentially, the lifetime of the LD for the targeted application field. 

e. Results of thermo-electrical simulations along the longitudinal cross-section

In this section, we present thermo-electrical simulations considering the longitudinal crosssection (see Figure . With such simulations, it is possible to give some results addressing:

 The temperature distribution along the cavity,  The influence of the NIM structure located at the front facet. 

Distribution of temperature along the cavity

As studied in "Chapter II -Effects of a Non-Injected-Mirror (NIM) window", there is a term of heat generation at the emission surface of the LD. Because of that, we use an additional experimental term of surface heating generation at the front facet. This simulation points out that the emission facet corresponds to the area affected by the highest temperature that agrees with literature [16]- [18]. The temperature of the front facet is higher than the other parts of the LD because of both surface carriers-recombination corresponding to a nonradiative process and the copper mass underneath the LD that is lower compared to the rear facet, thus reducing the thermal spreading path. The heat flow is supposed to go from the front facet to the rear facet. Same results have been obtained for all the vertical structures of the LD and each cavity length as described in "Chapter II-Effects of a Non-Injected-Mirror (NIM) window".

Influence of the NIM window length

In 

Substrate -n GaAs

For the study of the NIM windows length effect, it is of interest to focus on current density distribution in the LD rather than the temperature distribution. The NIM length must be the highest as possible to avoid the pumping of the emissive region and for this reason, simulation results only focus on the current density distribution in the vicinity of this region. III-10 summarizes the results. In addition, the optical simulations do not show significant difference regarding the optical field characteristics (i.e. near and far fields) considering these two lengths of NIM. One can expect that the COMD threshold will increase as increases the NIM length.

NIM length [µm]

Current 

Table III-10: Effect of the NIM length on the current density at two different locations of a DFB SLOC-based LD (4mm cavity length).

To summarize, based on optical and thermo-electrical simulations, the main outcomes are the following:

 An optimal etching depth of 0,5µm starting from the GaAs contact layer to fabricate the NIM.

 An optimal NIM length equal to 50 µm. 

Conclusion

Thermal management investigation is of great importance in order to reach high levels of optical output power and the study of each assembly part (different submount or soldering materials) as well as the impact of the LD design (geometry, etched regions, unpumped window…) needs to be deeply investigated. This chapter aimed to bring a comprehension of the heat propagation in our LD technology through different tools using both analytical calculations and FEM simulations.

A first section has given a brief overview of the different heat sources in a high-power LD including well-established processes such as: Joule, Auger, SRH, re-absorption and scattering effects.

However, calculations of these heat contributions lead inevitably to some approximations. For high power LD at 975nm, optical re-absorption and Joule effect are clearly the most important heat sources. In addition, these heat sources can be estimated through the optical power experimentally measured but restricted to a limited range of bias current (10A) due to the dedicated test bench.

The second section has described the implementation methodology of a relevant analytical model enabling to estimate these heat sources. For that, we proposed an analytical thermo-electrical model derived from three models already reported in literature, the data achieved by experimental measurements and theoretical L-I-V curves. This model can predict any L-I curve of a LD over a large range of bias current, knowing the external and the internal parameters as well as establishing a simple relationship between the structure design of the LDs and their optical performances. For that, three models (III-V lab, Simarjeet, Beringher) have been considered and main limitations from each of them have been highlighted. In particular, the first model (III-V lab) did not consider the thermal effects and the obtained results show a quite strong relative error ( 25% at high bias current levels) between the predicted and experimental L-I curves. The second model (from S.S. Simarjeet) assumes that 𝜂 𝐷(𝑛) and 𝐼 𝑡ℎ(𝑛) are temperature-dependent, hence the values of 𝜂 𝐷 and 𝐽 𝑡ℎ change after each iteration. This third model (M. Behringer) will take into account the drift of more parameters as a function of temperature (complete self-heating) such as: 𝜂 𝐷 , 𝐼 𝑡ℎ and 𝜂 𝑖 , 𝛼 𝑖 and Γ𝑔 0 .

From this methodology, L-I curves can be plotted over a large range of bias current (> 10A) with the best fit (error < 5%) obtained between experiments and calculations whatever the vertical structure and the cavity length. Using these L-I curves, it is possible to calculate the current density applied to the LD and then estimate the heat sources located within the optical cavity. For that, each heat contribution in a high-power LD has been carefully taken into account from works of M.

Kansar and predictions of the overall dissipated power have been done. In order to analyze the heat flow propagation in the micro assembled LD through FEM-based simulations, these predicted heat sources are of major interest for the input data of the model.

The development of high power LDs emitting at 975nm capable to reach high levels of optical power (10W) needs to accurately analyze optical power limitations and optimize its packaging. The packaging process requires to overcome both optical, mechanical and electrical issues. These last are often highly interactive and the stability of devices is an essential factor to ensure high performances and develop reliable applications. In such a context, time dependent FEM-based multiphysics simulations appear as a relevant tool. Indeed, despite the great interest of such analytical models, some local effects can only be analyzed through 2D or 3D simulations in particular based on FEM.

The third section described, analyzed and discussed the results achieved from stationary thermoelectrical simulations considering the transversal section (parallel to the front facet plane) and longitudinal section (parallel to the longitudinal axis of the LD) with specific boundary conditions.

Because of the size heterogeneity of the structure, the 3D meshing procedure of the overall structure has represented a huge challenge and only 2D simulations have been addressed. These last have been performed with the COMSOL© software using a necessary Multiphysics approach, to predict the thermal flow distribution in F-P and DFB LDs under a specific bias current. Then, the effect of grooves etching depth defining the stripe width (90µm) and the length of Non-Injected Mirror (NIM) window were also discussed in terms of current density and heat distribution both at the emissive front facet and along the longitudinal axis of the LD.

Optical simulations highlighted that the optical modes in the waveguide depend of the etching grooves depth and an etching depth ideally close to the QW allows obtaining the maximum number of guided modes. Nevertheless, thermo-electrical simulations have also reported that the temperature in the QW increases as increases the grooves depth and preferably, the etching depth must be closer to the p-side GaAs contact layer as far as possible. A compromise is necessary to consider between the number of guided modes and the etching depth of the grooves. Between the DFB and the F-P design (LOC-vertical structure), it is demonstrated that only a minor augmentation of the temperature (0,2°C @ 5A) occurs that is mainly due to the addition of two layers in the vertical structure (spacer and grating). Simulations considering the transversal section in combination with optical simulations allowed determining the optimal grooves etching depth that is established at 1,2µm and corresponds to the middle of the cladding layer. This value results from a compromise targeting the best optical confinement as well as the best thermal management. Then, it is possible to increase the thermal roll-over threshold and potentially, the lifetime of the LD for the targeted application field. A best fit was obtained when experimental and simulated junction

Chapter IV

Laser diode thermal resistance measurement and packaginginduced stress analysis

IV. Introduction

Through analytical calculations and thermo-electrical FEM simulations, the previous chapter has addressed the thermal management of the fabricated devices operating in CW regime. An important parameter to quantify it lies in the determination of the thermal resistance of the micro assembled device since a low value of this parameter allows to reduce the junction temperature by an optimized thermal dissipation path (by 1D conduction and spreading effect), ensuring long-term operation especially when high output optical power is foreseen (> 10W).

Moreover, the surface mounting of a high-power LD by solder joint represents a critical step since it has been already demonstrated that the soldering process induces residual mechanical strain/stress in particular due to CTE mismatch between the different materials and their temperature-dependent thermomechanical behaviour (i.e. stress-strain curves versus temperature). Time and temperaturedependent relaxation phenomenon of such a residual stress can lead to formation of point defects and dislocations in the active region as well as delamination and/or crack along interfaces (for example between the chip and the solder joint) that can be responsible for a large increase in thermal resistance and consequently an occurrence of hot spots, reducing the lifetime of the LD or bring sudden catastrophic failures with very little possibility to detect early failure signatures.

This chapter 4 is divided into two main parts. A first part deals with a methodology enabling to extract the thermal resistance not only of the micro assembled device, as usually given by the measurement of the central wavelength drift versus both temperature (at constant bias current) and bias current (at constant temperature), but also of each material forming the overall assembly using transient thermal testing. To our knowledge, very few results are currently available in literature particularly addressing this technique for thermal resistance extraction of unpackaged high-power DFB LDs emitting at 975nm. We will show that such a methodology can give relevant information about the thermal flow propagation along the vertical axis. Certainly, recent progress on long length cavity DFB LDs structures makes difficult to use the optical spectrum analyser due to the intrinsic multimodal nature of the LD and expected resolution. This can lead to a wrong extraction of the thermal resistance measurement (so the junction temperature) and accordingly the lifetime of the micro assembled device in operating conditions. From transient thermal testing, we will propose an optimized procedure to ensure repeatability and reproducibility of measurements that remains a key point in the case of very low thermal resistance (< 2K/W). We will point out the results of both methodologies and we will conclude on the benefit provided by the transient technique compared with the one derived from the optical spectrum.

A second part investigates on two mechanical configurations used to mount the LD onto the Cmount heatsink. The standard configuration will be compared with the new one; this last consists in a different placement of the chip. Thermo-electro-mechanical FEM simulations will be performed to analyse the stress distribution on the front facet (transversal section) as well as along the cavity length (longitudinal section). Finally, stress distribution analysis as well as Catastrophic optical damage (COD) threshold determination will be achieved and discussed on LDs with different vertical structures (mainly SLOC and AOC) using four dedicated techniques (micro photoluminescence, photocurrent spectroscopy, time-resolved photoluminescence and high current pulsed measurements) in collaboration with the Max-Born-Institut in Berlin. Indeed, COD corresponds to a sudden degradation mechanism that affects edge-emitting LDs in particular when operated at elevated levels of emission power. In most cases, COD starts at one of the cavity mirrors (i.e. facets) while sometimes defects within the gain medium inside the cavity also initiate the COD process. Numerous papers reported on COD effects and kinetics but most of them relying on the analysis of the resulting damage pattern once the COD is initiated. Nevertheless and even though technological improvements, COD is still a major concern thus limiting performances and operating reliability of high-power Laser devices since the COD threshold is more and more rejected towards very high current values (only achievable in pulse regime) and COD sensitivity is more and more difficult to predict on fresh devices. This project has received funding from the EU's H2020 research and innovation programme under GA no. 654148 Laserlab-Europe.

Measurement of thermal resistance derived from optical spectrum

Since the early 1970s, the impact of the thermal dissipation in the LD has been extensively studied and particularly W. B. Joyce and R. W. Dixon has reported on the background for comprehension of thermal propagation and effects on the thermal resistance of p-side down mount

LDs [1]. Later, others works from C. Amann confirmed the importance of p-side down mount [2].

However, until 1990 years, it was difficult to analyse the impact of the different soldering materials and the different sub mount on the thermal behaviour of the LDs. To characterize the thermal behaviour of high power LDs, it is convenient to introduce the thermal resistance 𝑅 𝑡ℎ . Basically, this parameter is defined as the ratio of the temperature difference (i.e. between the junction and the case of the device) over the dissipated power (i.e. for two bias conditions), (𝑅 𝑡ℎ = Δ𝑇 Δ𝑃 ). It is well-established that the 𝑅 𝑡ℎ measurement derived from the extraction of the central wavelength drift versus both temperature (at constant bias current) and bias current (at constant temperature) [3]. From now, we will refer to the 𝑅 𝑡ℎ relative to micro assembled LD, soldering and heatsink. In 1998, it is possible to see the first remarkable achievement in the optical power [4]. Because of the great importance related to various fields (pump source for Er/Yb fiber, medical application, material processing), more and more studies appear over the years. JDS Uniphase in 2004 as well as nLight in 2014 reported relevant results on their 4 mm cavity length F-P LD technologies but without any information about values of their intrinsic thermal resistance [5]- [6]. Since 2010, FBH worked on F-P, DFB, and DBR broad area LDs emitting at 975 nm. The obtained value of 𝑅 𝑡ℎ was about 4,6 𝐾/𝑊 for a 3 mm DFB LD [7]- [8]. In 2012, FBH has significantly reduced the thermal resistance achieving 𝑅 𝑡ℎ ≈ 2 𝐾/𝑊 for a 4 mm F-P LD [9] and 𝑅 𝑡ℎ ≈ 4 𝐾/𝑊 for a 3 mm DFB LD [10]. In the same year, FBH has investigated on the effect of high order of DFB gratings and shows how this parameter affects the thermal resistance 𝑅 𝑡ℎ ≈ 8 𝐾/𝑊 𝑜𝑟 4𝐾/𝑊 [11]. In 2013, FBH and Jenoptik have stated on the achievement of low thermal resistances 𝑅 𝑡ℎ ≈ 1,2 𝐾/𝑊 𝑎𝑛𝑑 0,8𝐾/𝑊 for a 6 and 9 mm F-P LD [12]. Finally in 2014, FBH has demonstrated a thermal resistance of 3,5K/W and 2K/W for a 3 and 4 mm respectively whatever the considered structure (F-P, DFB, DBR) [13]- [14]. , (at constant temperature) [3]:

𝑅 𝑡ℎ = ΔT ΔP = 1 Δ𝜆 ΔT
• Δ𝜆 Δ(P ele_diss -P opt )

[Eq. IV -1] where P ele_diss and P opt represent the dissipated power and the optical output power of the LD. This technique is suitable for LDs with a low spectral width (typically <1nm) and it is applicable to LD on a heatsink or packaged. For the purpose of this study, such a technique gives information about the Rth of the entire device that include LD/submount/C-mount heatsink. It is not possible to distinguish each part of this assembly as well as each epitaxial layer of the LD. Furthermore, it remains an issue for broad area (90µm width stripe) LDs since it is extremely difficult to discriminate the different optical modes within the gain envelop and find the exact wavelength corresponding to the maximal magnitude. In addition, it is also rather difficult to follow the drift of one mode versus the temperature or the current.

As an example, Figure IV-2 shows the optical spectrum of a high-power DFB SLOC 4mm cavity length LD at 975nm. These measurements were taken at different heatsink temperatures (35°C and 45°C) under a bias current equal to 5A. 

F-P modes F-P modes DFB modes DFB modes

There are numerous F-P modes in the first envelope as well as in the considered DFB one. For such a measurement, the setup already described in "Chapter II-Electrical and optical characterizations", was used. The temperature sensor is a thermistor CTN with an accuracy of ±0,3%. This thermistor is located near of the rear side of the C-mount heatsink. 

Experimental results and discussion

Here, the measurements addressing LOC, SLOC and AOC structures are presented. Table IV-1 summarizes the values of Rth extracted for the three vertical structures. The LDs have the same cavity length (4mm), the same coating (HR 95% and AR 1%) and have been mounted on a C-mount heatsink. Because of the weak number of measured LDs, a substantial statistical analysis is not possible but we report hereafter the minimum and maximum values of Rth for each F-P vertical structure. These values are in good agreement with the best values reported in literature (see Figure IV-1).

One can see that there is a quite high dispersion of the results since for the same cavity length, the Rth have a difference of almost 100% between the maximum and the minimum values.

In conclusion, because of the intrinsic multimodal emission of the LD, we clearly demonstrate that it is too difficult to monitor correctly the drift of a single mode as a function of the bias current or temperature and thus extract the real value of Rth especially for low values (< 1K/W). Moreover, with this technique, it is not possible to discriminate the different contributions from each part of the assembly to the total Rth since we obtained only an overall value of Rth.

Because of that, hereafter we introduce a new technique based on transient thermal testing of the

LDs enabling to obtain the overall value of the thermal resistance as well as the one corresponding to each sub-part of the assembly.

Measurement of thermal resistance derived from transient thermal testing

The transient thermal testing method is well-known for extraction of thermal resistance of electronic devices and LEDs, being a crucial technique for understanding both the thermal management of the structure and its improvement through design for reliability. This technique is based on the transient thermal testing, the direct monitoring of the temperature distribution into the whole micro assembled device through an equivalent one-dimensional (R-C) Cauer circuit and the measurement procedure is described in the next section.

Principle of measurement

Through a thermal transient test, the T3STER®, proposed by the Mentor Graphics company, allows characterizing the heat propagation through a packaged device from the active region to the case.

Many papers focusing on such an approach have been recently published, especially in the field of the thermal resistance extraction of GaN-based high-power LEDs [29]- [30]- [31]. However, to the best of our knowledge and using this technique, no results are currently available in the literature for chip on submount optical devices and particularly for high-power LDs emitting at 975nm. The measurement is based on two main steps:

 The determination of a so-called "K-factor" for the calibration.

 Thermal transient measurements of the device under test.

The "K-factor" calibration step consists in the measurement of the drift of the LD voltage (𝑉 𝑑𝑟𝑖 ) as a function of temperature. This calibration is done at low bias current (𝐼 𝑑𝑟𝑖 = 300𝑚𝐴 and 𝐼 𝑠𝑒𝑛𝑠 = 1𝑚𝐴) because reducing self-heating of the device. The device was thermally calibrated using a dry thermostat and T3STER® as the power supply. The product of K and the difference in temperature sensing voltage (Δ𝑉 𝑆 ) produces the rise in the device junction temperature [31]:

Δ𝑉 𝑆 = -Δ𝑇 𝐽 • 𝐾 → 𝐾 = -Δ𝑉 𝑆 /Δ𝑇 𝐽 [Eq IV-2]
This "K-factor" corresponds to the ratio of difference temperature sensing voltage (Δ𝑉 𝑆 ) and the rise in the device junction temperature (Δ𝑇 𝐽 ).

The voltage drop across the junction is measured once the LD reaches the thermal equilibrium and the temperature of the chamber decreases from 75°C to 25°C with a step of 10°C (Figure IV-4(a)).

The "K-factor" is then calculated from the slope of the linear curve plotted in Transient thermal measurements rely on the Electrical Test Method as standardized 20 years ago by JEDEC as described in [47]. Measurements are mostly realized as thermal transient measurements on a system after application of a power step (see Figure . T3STER© equipment monitors directly heating or cooling curves for data processing. Junction temperature of the LD is achievable, depending on voltage variations as a function of temperature when a constant probe current gets through the device. When the power step is applied on a single point of the device, an equivalent one-dimensional circuit (Cauer type circuit) can be built up, from the network theory, which gives the same temperature response [33]. The calculation of the temperature from the drift of the built-in voltage is done following the detailed procedure in [34].

This technique allows obtaining a specific curve called "cumulative structure function" of the thermal capacity versus thermal resistance. It gives a detailed overview of the heat flow spreading into the whole micro assembled device, including LD, submount heatsink and all interfaces (solders). 

Calibration and measurement procedures

The soldering process of the device is a key issue in order to obtain an accurate determination of the thermal resistance. Different materials have been considered for mechanical attachment of the heatsink and alumina support, each other having its own thermal conductivity and thickness to assess the best thermal interface ensuring the highest repeatability as possible:

 thermal PAD (1,6 Wm -1 K -1 , 230µm)  graphite sheet (1000 Wm -1 K -1 , 70µm)  indium sheet (81 Wm -1 K -1 , 100µm)
Those materials are necessary to guarantee a good thermal contact between the device and the thermal cooler platform during the measurement procedure. From our experience, the thermal PAD showed the worst results of 𝑅 𝑡ℎ (more than 10 K/W for a 4mm cavity length), due to bad heat propagation. The graphite and the indium sheet demonstrated a good repeatability in terms of device placement on the thermal cooler and a value of 𝑅 𝑡ℎ in line with classic measurements (𝑅 𝑡ℎ ≈ 2𝐾/𝑊).

Different steps drive the measurement of the thermal impedance as follows:

Measurement time: This parameter can affect the results since the heat flow must cross the whole structure from the junction of the LD to the bottom of C-Mount copper heat sink (representing the steady-state regime). Different measurement times ranging from 200 to 2400 seconds have been used and finally considering that steady-state regime is acquired for a temperature below 0,25°C, an "ON-state" duration of 800 sec is enough to reach the steady state when the electrical power drops from the ON to the OFF regime as reported in Figure IV-7.

Figure IV-7: Temperature variations versus time after electrical power drops from the On to the Off regime. At 800 seconds the device has reach a steady state and the temperature is above 0,25°C. For measurement times bigger than 800 seconds, we obtain the same results of using 800s.

The power step:

The current value (Isens) can have an impact on the heat generation in the LD especially if this value is too low. A bias current ranging from 100 to 800 mA has been used for a 4mm cavity length LD. From our observation, after the optical threshold, it is quite difficult to extrapolate a good thermal transient analysis since the thermal interfaces are no longer discernible.

Therefore, we assumed that the Idrive must be lower or equal than optical threshold and big enough to heat the device. Table IV-2 summarizes the final operating bias current depending on the cavity length of the LD.

Cavity length [mm] Bias current [mA]

2 300

3 450

600

Table IV-2: Operating bias current versus cavity length of the LD.

Calibration screws:

The screws are also responsible of the thermal interface quality. A too strong tightening torque will distort the mechanical interfaces and a too low one will not ensure a good contact between interfaces. In both cases, the quality of thermal interfaces can change from one measurement to another. Hence, in order to ensure the repeatability of the measurement, the influence of the tightening torque for the three calibration screws has been studied. Using a 4mm SLOC LD, three measurements have been done using different tightening torques: 0,2, 0,25 and 0,3N.m. For each measurement, the following protocol has been used:

 The same measurement conditions are applied: 600mA of bias current and 800sec measurement time,  After each measurement, the LD was unplugged.

 After 45 minutes, the LD was plugged into the alumina support for another measurement.

Each cumulative structure function is composed of 171 points of measurement and Figure IV-8

shows the standard variation (for each measurement point) for the three tightening torques. According to these results and to ensure the best metrology as possible, the following protocol has been chosen for the measurement of the different cumulative structure functions:

 A graphite sheet is used to guarantee an optimal thermal contact between the heat sink and the alumina support.

 A tightening torque of 0,25 Nm for the three calibration screws shown in Figure IV-6.

 The bias current depends on the cavity length and sets to the following values: 600mA, 450mA and 300mA for 4mm, 3mm and 2mm respectively.

 The equipment monitors the transient cooling curve of heat flow over the micro assembled device for an "OFF-state" duration of 800s. After the ON/OFF regime, the obtained cooling profile is then processed using the T3STER© Master Software for the calculation of the structure function considering the boundary conditions.

Experimental results and discussion

From the cumulative structure function of The analytical model for the thermal capacity and the thermal resistance is realized in order to compare these results with the T3STER measurements [35]. For that, we used a theoretical approach based on the estimation of the different thermal resistance contributions for each part of the assembly. Both 1D thermal and spreading resistances have been calculated from the methodology derived from the works of A. Jamnia and based on physical properties of each material [36]. Indeed, it is well-established now that the available surface for the heat path increases along the crosssectional direction of a micro assembled device. As an example, the surface of the heat sink is bigger than that of the chip and thus, the thermal resistance could not only result from a "1D approach" since the heat flow is not perpendicular to the crossed surface. It is necessary to take into account the "spreading" effect responsible of the lateral heat diffusion along the vertical axis. The definition of thermal resistance quantifies the ability of a material to prevent heat from flowing through it. It is equal to the difference between the temperatures of opposite faces of the material divided by the rate of heat flow.

𝑅 𝑡ℎ = (𝑇 1 -𝑇 2 )/𝑄 [Eq IV-3]
where the 𝑇 1/2 represent the temperatures at two surfaces of the material and Q is the heat flux.

Since the heat flux is defined as: 𝑄 = 𝑘𝑆/𝐿(𝑇 1 -𝑇 2 ), hence, the 1D thermal resistance is given by:

𝑅 𝑡ℎ 1𝐷 = 𝑘𝑆/𝐿 [Eq IV-4]
where k is the thermal conductivity of each material, S and L represent the section and the length respectively. The model of A. Jamnia predicts the angle  due to the spreading effect and the total amount of material Δ𝑥 to add in the calculation:

𝜃 = 90 tanh [0,355 ( 𝜋 • 𝐾 180 ) 0,6 ] Δ𝑥 = 𝑑 • 𝑡𝑔 (𝜃 • 𝜋 180 ) [Eq IV-5]
Considering the spreading effect, the total thermal resistance is equal to:

𝑅 𝑡ℎ = 𝑅 𝑡ℎ 1𝐷 + 𝑅 𝑡ℎ 𝑠𝑝𝑟𝑒𝑎𝑑𝑖𝑛𝑔 [Eq IV-6]
The thermal capacity (also called heat capacity), describes the amount of heat per unit mass required to raise the temperature by 1°C.

𝐶 𝑡ℎ = 𝑄 Δ𝑇 = 𝜌𝑉𝐶 𝑝 [Eq IV-7]
where Δ𝑇 corresponds to the temperature difference between the initial and the final state (measured in °C). It is possible to use the equivalent formula with 𝜌 the density, the volume V and 𝐶 𝑝 heat capacity at constant pressure. With the values in Table IV- The T3STER© enables to measure only the Rth contribution coming from the substrate of the LD, which is the same for the three vertical structures. Hence, the measured Rth of the whole micro As the values of the whole micro assembled device are also quite equal whatever the considered vertical structure, we can conclude that the mounting process of the LDs on the submount is reproducible and perfectly well-mastered.

1] [2] [3] [4] [5] [6] [1] [2] [3] [4] [5] [6] [6] [1] [2] [3] [4]
From the cumulative structure functions shown in Figure IV-11, Table IV The values obtained with the T3STER© are usually bigger than the values obtained by the optical spectrum measurement. These values are more reliable than the previous estimation using the optical spectrum technique, the LDs are intrinsically multimode and the extrapolation of the modal drift is quite difficult. Moreover, the T3STER© considers the effective power dissipation of the device. Such a technique gives the opportunity to discriminate an atypical thermal behaviour of the device as a degradation of an interface for instance.

Comparison with other substrate materials

The heat transfer problem between the LD and the heatsink, involves the matching of the thermal expansion coefficients inside the hybrid design of laser diode chip mounted epi p-side down on the heatsink. The problem is defined by a sufficient difference of thermal and mechanical properties of semiconductor and the heat diffusion materials. This appears as an issue due to thermoelastic strain in hybrid configuration as micro assembled LDs. Commonly used thermocompensators are produced from dielectrics AlN, BeO, SiC as well as from current conducting composites CuW and CuMo. However, the range of thermal conductivity remains quite low (150-250 W·m -1 ·K -1 ) responsible of unsafe operation of high-power LD for output power levels more than 10W in CW regime [37]- [38]- [39].

Diamond and diamond-based composites are the best candidates to overcome these limitations. The main advantage of pure diamond is the very highest thermal conductivity among known materials, up to 2400Wm -1 K -1 for special type pure diamond and even up to 3600Wm -1 K -1 for isotropic clean material [40]. However, because of the mismatch of the CTE between the diamond and the semiconductor, the composite diamond is preferred.

A specific bonding process on diamond-copper composite (DCD) has been developed and optimized for the DFB LD technology at III-V lab. with CuW (see Table IV-7). The difference between DFB and F-P laser is more significant. Another tangible interest of DCD material appears at high current (> 5,5A) on both the maximum output optical power (3%) and the more linear behavior of the L-I curve predicting a lower self-heating of the laser chip at 9A. DFB devices manufactured with new fabrication runs are currently characterized up to the maximum current as possible (> 10A) to confirm these outcomes.

Submount material

Laser diode structure

Pmax [W] @ Imax WPEmax [%] @ I P-I slope [W/A] [from Ith to Imax]

Copper-Tungsten (CuW) F-P 6,19 @ 9A 52,9 @ 3,15A 0,722 DFB 5,55 @ 8A 43,3 @ 4,4A 0,756 Diamond-copper composite (DCD) F-P 6,27 @ 9A 53,5 @3,02A 0,731 Packaging-induced stress analysis: FEM simulations and experiments

Standard and new mechanical mounting configurations

Soldering is the ultimate but the most cost-consuming step connecting the device to its final environment. However, soldering induces mechanical strain on the active region and, depends on the amplitude of such mechanical strain, may leads to premature COD. The choice of the soldering temperature and pressure profile combined with the submount is a key point. During this study, we observed that COD-like failure occurs regularly at the same current level for LDs of 4mm cavity length without any facets coating. For that, multiple LDs (more than 10) have been tested under CW operation and the COD thresholds have been extracted at 14-12-10 A for the SLOC, LOC and AOC vertical structures respectively.

Without facet coating, the optical power density is equal at both facets and one can assume that, statistically, a COD can occur at both facets with a probability of 50%.

Experimentally, after the CW L-I-V characterizations of more than 10 LDs, all the COD are located at the front facet. Our first assumption lies in a non uniform distribution of mechanical stress along the cavity length of the LDs. To understand the origin of this mechanical stress (during the soldering of the LD on the C-mount heatsink) a thermo-electro-mechanical simulation has been done and Considering the FEM simulations reported in "Chapter IV -Results of 3D thermo-electromechanical simulations", it has been proved that there is a significant difference of mechanical stress between the front and the rear facets, in particular due to the soldering process of the LD on the C-mount heatsink. During the soldering, the C-mount heatsink is placed in a chamber and heated, using a convection flow, up to 290°C in order to make liquid the AuSn preform. The LD is then introduced into the chamber and is put physically in contact with the C-mount heatsink. After this operation, the cooling down soldering profile starts. During these steps, the LD is not submitted to the same boundary conditions at the rear and the front facet since in particular, the area of materials (and so the thermal path) under each facet is different. For example, for the standard configuration, under the front facet, one can find immediately below the submount and the C-mount heatsink while the rear facet is quite far from the edge of the submount. So, the front facet of the LD is located at the exact edge of the submount that leads to an assymetric configuration from a thermomechanical point of view as shown in  The ground voltage is connected to the bottom of the C-mount copper heatsink (3a).

 A fixed temperature is considered along 4 side of the C-mount heatsink (1a, 1b, 3a).

 No forced convection is applied assuming that there is no air movement close to the LD.

Additional boundary conditions have been also added:

 Gravity is applied on all the surfaces.  The temperature profile for the soldering is not applied by using forced convection but only considering thermal conduction and a fixed temperature is set to all the materials because of the small dimension of the device.

 A pressure profile is applied during the soldering process of the LD onto the C-mount heatsink (2a).

 A fixed pressure is applied to simulate the mechanically-drilled holes that keeps the heatsink blocked (3a) during CW operation.

Regarding the meshing process, we choose to use tetrahedral elements with a total number of elements equal to 323354 as displayed in Due to the complexity of such simulation and we did not have enough time to reproduce the 3D time-dependent 3D thermo-electro-mechanical simulation using the new mechanical mounting configuration.

These simulations particularly focus on the mechanical stress induced by the soldering and its material properties as a function of temperature. 

Techniques for packaging-induced stress analysis

To deeply investigate on the residual mechanical stress occurring from the two mechanical mounting configurations, the following sections will present the obtained results in order to quantify the amplitude and distribution of this residual stress as well as the COD robustness regarding the different vertical structures in particular focusing on SLOC and AOC ones. For that, different nondestructive techniques performed at MBI (Berlin), have been used for characterization and analysis of the residual stress distribution:

 Micro-photoluminescence (µPL),  Photocurrent spectroscopy (PCS),  Time-resolved photoluminescence (TRPL). Because of its vertical configuration, the AOC structure has the optical cavity closer to the heatsink compared with the SLOC or LOC ones, particularly due to the thinner layer p-side of the GaInAsP resulting in a high strain into the QW. Table IV-10 recalls the different layers of the two vertical structures, especially highlighting the difference (quoted in red) between the thickness of the p-side GaInAsP for the AOC and the SLOC vertical structure. absolute PL signal reproducibility often fluctuates by a factor of 10-30 %, in particular if the sample is removed and newly aligned for a next step of characterization [44]. When all these results are compared, the benefit coming from the new mounting process configuration is not so obvious whatever the vertical structure considered. A large increase of the strain difference is highlighted between the n-and p-side scanning lines that is 40% higher than that of the one induced by the standard mounting process especially for the AOC structure. As reported in Table IV-10, the optical cavity thickness of the SLOC structure is twice compared with the AOC one, and so, the distance from the QW to the CuW submount is higher than for the AOC structure.

We believe that a shorter distance between the QW and the CuW submount will lead to a higher strain in the AOC structure. usually increases the band-gap energy [45] and at the first order, the hydrostatic pressure corresponds to the isotropic stress. Based on [Eq IV -9], it is possible to estimate the stress magnitude:

𝐸 𝑔 (𝑝) = 1,9 -1,15 • 10 -2 • 𝑝 [Eq IV-9]
where p represents the stress and 𝐸 𝑔 (𝑝) is the shift of the band gap as a function of the stress.

From [Eq IV -8] and [Eq IV-9], the measured stress along the cavity length of each LD can be With these two approaches and although the magnitude is different using the two equations, we can clearly see that the shape of the stress remains nearly the same. These results are also in good agreement with those given in Since the difference in stress magnitude obtained from [Eq IV -8] and [Eq IV-9] reported in Figure IV-31 is quite large, we have chosen to use the units in eV. In this case, the variations of the µPL measurements remain almost equal for the two vertical structures. The strain difference between the two facets is in the order of 10 -2 eV. Such a weak difference can be considered as negligible but it has been reported that a stress difference of 10 -3 eV less may lead to reliability issues during CW operation. The following points can be highlighted:

-The predicted variations of the stress along the longitudinal axis are very similar whatever the chosen equation.

-The weaker stress magnitude is achieved with the SLOC-based structure whatever the mechanical mounting configuration compared with the AOC-based one.

-The new mechanical mounting configuration has a positive impact since the stress difference between front and rear facet is reduced compared with the standard one whatever the considered vertical structure. The only thing that is similar in all cases is the soldering process. Hence, this phase can be addressed as the root cause for premature COD of all LDs. We have previously shown that after a COD failure, a crack appears at the interface between the LD and the AuSn solder along the cavity length. This crack appears after a COD event, we investigate a good LD, the AuSn solder interface is uniform and without a crack. The cause of the COD of all the LDs lies in the residual mechanical stress due to the mounting configuration. The new configuration reduces the mechanical stress particularly for the AOC structure resulting in a higher COD threshold (up to 14A in CW operation) for the AOC structure compared with the SLOC structure (10A). The µPL experiments allowed us to quantify the surface strain due to mechanical mounting process but it is also of interest to assess the strain inside the LD structure. For that, in the next section, photocurrent spectroscopy characterizations have been performed.

Photocurrent Spectroscopy measurement (PCS) a. Principle and setup description

The PCS technique can quantify the residual mechanical strain due to a soldering process by measuring the strain inside the device under test. Hence, the PCS technique is fully complementary to the previous one since this last enables to determine only the surface or subsurface strain. As described for the first time by Henry et al., this technique is based on the use of the LD as a photodiode [46]. An excitation light reaches the front facet of the LD and it is absorbed then creating non-equilibrium electron-hole pairs. The excitation light goes through the LD and the penetration depth depends on the wavelength of the source. If the excitation photon energy is higher than the bandgap of the material, the absorption occurs predominantly close to the surface of the LD. Using lower photon energies, the light will travel deeper in the LD structure [42]. For highpower LDs emitting at 975nm, the analysis depth is in the range of 100𝜇𝑚. The excitation photons produce electrical carriers giving the photocurrent. An ammeter connected to the LD, completes the measurement setup. Even though the whole front facet is illuminated, the main information comes from the depletion region around the p-n junction. The photo-generated carriers are produced in a region without voltage gradients, the substrate cannot contribute to the PCS unless these carriers are able to diffuse to the regions of the LD that have a voltage gradient [42]. It is known that the spectral position of the optical transition within a QW depends on its intrinsic epitaxial process-dependent mechanical strain [42]. From PCS spectra, it is possible to quantify the strain in the QW. The PCS spectra can also give some relevant information about the absorption coefficient of the waveguide. The absorption coefficient in the QW is assumed to have a step-like spectral dependence. If one differentiates even a broadened step function, the first derivative will

show its maximum at the onset of the steps. If the broadening is symmetric, the position of the maximum is not affected. The first derivative curve highlights the spectral position of each optical transition within the QW [42]. A drift in the emission spectrum corresponds to a different strain in the QW. The great interest of such a first derivative graph is highlighted in the following section.

b. Experimental results and discussion

In order to compare the effects of standard and new mechanical mounting configurations on the strain, four LDs (4mm cavity length) were analyzed and their characteristics are summarized in This measurement demonstrates that the new mechanical mounting process configuration modifies the QW absorption wavelength and so the residual strain (as reported by M. Hempel et al. in [47]) due to a different location of the LD onto the C-mount. In particular, we see the different strain variations in the QW in the two cases and for the two vertical structures. 

The two peaks extracted at 725 and 880 nm correspond to the AlGaAs and GaInAsP layers.

Although the modification of QW spectral absorption is more pronounced for the SLOC structure compared with the AOC one and even if µPL and PCS provided quantitative information, it remains quite difficult to really conclude on the most suitable mechanical mounting configuration for our LD technology and especially its robustness to COD failure. For that, another technique based on pulse measurements has been used and described hereafter. For broad-area LDs, this approach is suitable to generate the same type of damage pattern as already observed for COD developed during long-term CW aging experiments [47]. Such a measurement can reveal problems related to lithography, vertical structure design as well as soldering process.

For each LD under investigation, the measurement protocol is the following:

 An optical inspection of the front facet is made before starting the measurements.

 A sequence of bias current pulses (2µs duration) and reference current up to the COD occurrence of the LD is set.

 For each pulse of current, the CCD camera takes an image of the spontaneous emission along the cavity while, through the photodiode, the oscilloscope monitors the optical power emitted by the front facet. The sequence starts with a low magnitude of pulsed current (0,6A) and this magnitude increases by step of 0,6A for each pulse until the COD happens. Between two incremental pulses, a reference value of constant magnitude (0,6A) is applied. This reference measurement value allows to determine the exact COD threshold current and to demonstrate that there is no any aging effect. The COD is supposed to occur only because of the last current pulse triggering the LD. Each image is processed and the intensity of the spontaneous emission is calculated.

In From the results presented in the previous sections regarding µPL and PCS measurements, we have concluded that no huge difference appears in residual stress whatever the vertical structures and the standard and new mounting configurations considered. grooves Before the COD After the COD

GaAs substrate

Because the optical power density is the highest in the centre of the emissive area compared with the other parts between the grooves, generally the COD appears in this region as reported in most of recent literature. In our case, we demonstrate that the situation is rather different and this failure signature could originate from the following points:

-a problem related to the vertical structure design, lithography or etching processes, -a vertical multimode emission, -the nitrogen time used between the cleaving step and the facets coating,

The COD appears in the same region whatever the vertical structures considered. This may be due to a problem of structure design. If this assumption is true, both the structures should have a low optical confinement into the cavity that can be detected through the L-I-V curves, underlying a well-known "kink effect" and indicating a switching process between lateral or axial modes. Such an effect can be also highlighted with far-field characterizations. Such measurements have been performed in "Chapter II". If a vertical multimode emission occurs, two lobes would have appeared in the far-field pattern. However, after measurement of many LDs with different vertical structures, no real variations of this parameter have been observed meaning that the vertical confinement is not affected.

The second origin lies in a problem during the lithography steps, in particular due to the grooves patterning defining the emissive area that is considered as a critical issue of the overall fabrication process. The devices derived from the SLOC and AOC-based wafers have been processed at different times and the fabrication of the grooves is strictly the same for the left and right sides.

Hence, we do believe that a problem in the lithography process is not responsible for the COD occurrence.

The last origin could be related with the nitrogen time. For that, TPRL technique was used and the results are given hereafter.

Time-Resolved Photoluminescence measurement (TRPL)

This technique allows to analyse the effect of different nitrogen times before the coating procedure of the facets. Such a process is used to prevent oxidation of the facets. The standard procedure developed at III-V lab for high-power LDs is to expose facets to nitrogen during 1,5min.

The non-equilibrium carrier dynamics in semiconductors directly reflect the nature and the quality of materials. For particular classes of semiconductors, the characteristic of the non-equilibrium carriers recombination lifetime, 𝜏, is highly dependent on the nature of the materials and interfaces between the layers of a LD. The parameter 𝜏 describes the kinetics of a nonequilibrium population decay provided that the number of recombining carriers pairs is proportional to the total number of excited carriers pairs. This situation is called linear recombination and is described by an exponential law for which 𝜏 represents the decay time constant. A non-linearity in this curve is mainly caused by Auger recombination, carrier transport and recombination, including excitonic and defect-related processes as perfectly detailed in [44]. The radiative recombination mechanism, creating the PL signal, is proportional to the total number of carriers pairs (𝛿𝜂). Hence, TRPL allows to measure the non-equilibrium carriers population that decays.

The TRPL setup is based on a pulsed laser as excitation source and a fast detection system enables 

Conclusion

Results reported in chapter 4 have mainly focused on the extraction of thermal resistance of the micro assembled LDs (F-P and DFB architectures) and analysis of stress distribution considering different mechanical mounting configurations as well as its impact on the COD threshold.

A first part of this chapter dealt with a methodology enabling to extract the thermal resistance not only of the micro assembled device but also of each material forming the overall assembly using transient thermal testing. Indeed, thermal resistance remains also a critical issue leading to a reduced junction temperature rise within the chip, especially targeting high optical output power (> 10W).

We demonstrated that thermal resistance can be efficiently evaluated using a dedicated technique namely T3STER © that is based on the direct monitoring of the temperature distribution into the whole micro assembled device through a pulsed bias testing. Such an equipment gives a detailed overview of the heat flow spreading into the whole device including laser chip, solder, submount and heatsink. A specific effort to validate a metrology procedure has been carried out to deduce the optimized setup parameters for the determination of cumulative structure functions. The final protocol is the following:

 A graphite sheet is used to guarantee an optimal thermal contact between the heat sink and the alumina support. A tightening torque of 0,25 Nm for the three calibration screws.

 The bias current depends on the cavity length and sets to the following values: 600mA, 450mA and 300mA for 4mm, 3mm and 2mm respectively.

 The equipment monitors the transient cooling curve of heat flow over the micro assembled device for an "OFF-state" duration of 800s. After the ON/OFF regime, the obtained cooling profile is then processed using the T3STER© Master Software for the calculation of the structure function considering the boundary conditions.

With the help of theoretical calculations taking into account both 1D contribution and spreading effects of the thermal flow, experimental thermal resistances have been extracted on both F-P and DFB LDs with different cavity lengths. The thermal resistance of a 4mm DFB laser device is equal to 2,85K/W while the thermal resistance of the chip itself is around 1,4K/W, agreeing with stateof-the-art. In comparison, a 4mm F-P laser device demonstrates a slightly lower thermal resistance near of 2,5K/W. The interest to use diamond-copper composite (DCD) as thermo-compensators submount has been also investigated and compared with CuW. Although the results are not as impressive as expected, since only a gain of 3% has been highlighted for the maximum current on a 4mm cavity length F-P LD, DCD clearly appears as an interesting solution to push back the thermal "roll-off" threshold and optical power saturation over 10A.

The second part of this chapter investigated on surface mounting effects of a high-power LD by solder joint that represents a critical step since it has been already demonstrated that the soldering process induces residual mechanical stress and strain in particular due to CTE mismatch between the different materials and their temperature-dependent thermomechanical behaviour. In particular,  Spatially-resolved µPL characterizations: From front facet results, the benefit coming from the new mounting process configuration is not so obvious whatever the vertical structure considered. A large increase in the strain difference is highlighted between the n-and pside scanning lines that is 40% higher than that of the one induced by the standard mounting process especially for the AOC structure. We believe that a shorter distance between the QW and the CuW submount leads to a higher stress in the AOC structure. From longitudinal measurements along the cavity, one can deduce that:

* the predicted variations of the stress along the longitudinal axis are very similar whatever the chosen model, * the weaker stress magnitude is achieved with the SLOC-based structure whatever the mechanical mounting configuration compared with the AOC-based one, * the new mechanical mounting configuration has a positive impact since the stress is reduced compared with the standard one whatever the considered vertical structure.

 PCS characterizations: The photocurrent spectra for the two mechanical mounting configurations for wavelengths ranging from 600 to 1200nm have been analyzed and we

show the interest of the first derivative of the spectra. One can clearly see the shift of the minimum of the photocurrent between standard and new mechanical mounting configurations for both SLOC and AOC structures. This measurement demonstrates that the new mechanical mounting process configuration modifies the QW absorption wavelength and so the residual strain due to a different location of the LD onto the Cmount. In particular, we see the different strain variations of the QW in the two cases and for the two vertical structures. Although this modification is more pronounced for the SLOC structure compared with the AOC one and even if µPL and PCS provided quantitative information, it remains quite difficult to really conclude on the most suitable mechanical mounting configuration for our LD technology.

 COD threshold measurements: A specific procedure has been proposed based on a reference measurement allowing to determine the exact COD threshold current and to demonstrate that there is no any aging effect. The COD is supposed to occur only because of the last current pulse triggering the LD. We have demonstrated that the COD happens recurrently on the left side of the LD and sometimes on the right side (close to the groove in both cases) whatever the considered vertical structure. Such a situation is rather different from literature and this failure signature could originate from different points that have been discussed.

 Finally, TRPL technique has been performed to analyse the effect of different nitrogen times before the coating procedure of the facets. Such a process is used to prevent oxidation of the facets. The standard procedure developed at III-V lab consists in exposing facets to nitrogen during 1,5min but a higher exposition time has been also considered (9min). We conclude on the repeatability and the quality of the coating process since no particular signatures (mainly sudden changes of the slope) in the PL decay have been observed. This result agrees with the COD pulsed measurement.

Based on these results, one can assume that the mechanical mounting of the LDs is certainly the main origin of COD occurrence. Of course, our conclusion must be weighted by a weak population of devices and it will be of interest to going-on with µPL measurements on larger batches of LDs appearing as one of the best technique to characterize mechanical mounting efficiency.

GENERAL CONCLUSION

This "CIFRE" PhD study, supervised by IMS Laboratory and III-V lab, takes part of a large project, funded by the French Ministry of Defense (DGA), namely "LAFIP SOMUST" (Laser à Fibre Pulsé à base de SOurce semi-conductrice Multimode STabilisée en longueur d'onde). The main goal of this project was to develop a pulsed fiber laser Er/Yb at 1,55µm through an active collaboration between Thales Research and Technology (TRT), III-V lab for the development of the pump source and the KEOPSYS company in charge of the integration of the pump source in the fiber laser. This study has developed, fabricated and characterized a distributed feedback architecture (DFB) high-power LD (90µm cavity width including a patterned 2 nd order grating layer) emitting at 975nm to fulfill the requirements of the "LAFIP SOMUST" project. A significant step-forward has been highlighted with the realization of Al-free high-power LDs operating in a DFB mode and capable to reach at least 10W in CW regime with a Wall-Plug Efficiency (WPE) higher than 50% for the development of such a pulsed fiber laser delivering a pulsed peak optical power over 1kW at 25°C. The fiber laser must operate without thermal regulation and a high spectral stability is required for the pump source. Regarding the targeted application, it was demonstrated that most of the requirements must be fully covered with a LD pump source including DFB grating.

Chapter 1 has introduced the general context, the motivation and the objectives of this study.

Firstly, a brief state-of-the-art of infrared Laser diode technologies has been given and in particular the different vertical structures reported by the major research and industrial leaders in the field.

The objective was to emphasize on the advantages bringing by the III-V lab technology regarding the other competitors. Indeed, most of the published works referred to high-power LDs with Albased compounds composing the optical cavity. With this technology, reliability remains an issue since a faster aging process of the device has been observed due to Al oxidation. From literature and up to now, only the FBH has demonstrated reliable high-power LDs with a grating layer.

General background on semiconductor Laser heterostructures and description of optical resonators including a DFB, have been given. The different electro-optical parameters and in particular related to DFB laser resonators have been presented and discussed. High-power LDs with a ridge of 90µm

width have a typical spectral linewidth higher than 3nm but regarding the application, the spectral width must be lower than 1nm. Moreover, for a F-P LD, the detuning of the spectrum as a function of temperature is in the range of 0,5nm/°C. For these reasons, the integration of an optical grating into the resonator is necessary allowing to reach less than 0,1nm/°C. The different technological parameters have been presented and the coupling factor as well as the reduction factor (depending on the geometry of the gratings) are critical parameters since directly related to the vertical single mode selectivity. The main electro-optical parameters have been also stated for a high-power LD.

We demonstrated that the output optical power and WPE are related to internal quantum efficiency (at the first order) depending on physical effects that play a major role in performance drift. The maximum output power can be also limited by the temperature rise of the active region. Important parameters of LDs deal with the series resistance and a power-dependent limiting process resulting in the occurrence of well-known failure modes: Catastrophic Optical Damage (COD) or Catastrophic Optical Mirror Damage (COMD). So, different trade-offs need to be considered for the optimal design of high-power LDs ensuring to push back their COD limit and increase as far as possible their operating lifetime. Finally, a last section has addressed a brief overview of the LDs global market and in particular, a state-of-the-art performances review of high-power LDs emitting at 975nm is given over the last 20 years. From an exhaustive evaluation of literature, we have reported the different values of the main electro-optical parameters over the year only for LDs with 4mm cavity length and for comparison, the values obtained with the different III-V lab devices are also indicated ahead of time.

Chapter 2 aimed to describe the proposed LDs from a technological point of view and report on the results of electrical and optical characterizations enabling to determine their main intrinsic performances. Three vertical structures, developed in the cleanrooms of III-V lab (LOC, SLOC and AOC) have been studied. Taking benefit from its solid experience in the development of highpower LDs in the IR band, the considered devices are grown in one (for F-P LD) or two (for DFB LD) steps using a metal-organic vapor phase epitaxy (MOVPE) on 2" GaAs wafers. The overall structure of the LD is based on the edge double trench planar structure and an "Al-free" optical cavity with a 90µm wide strip. Each design has been described with a specific emphasize on the main differences in terms of materials, thickness and doping levels of each layer. Through dedicated optical simulations, some key parameters of the LDs have been determined: series resistance, optical losses, coupling factor, far field divergence and spectral width of DFB versus F-P architectures.

The effect of the cavity length is clearly shown on the series resistance that represents the main source of thermal dissipation at high levels of bias current. Considering this effect, the innovative AOC structure reveals one of its main advantage, demonstrating a very low series resistance (ex.  10m for a 4mm cavity length) but the highest value of internal losses ( 0,6 cm -1 ) whatever the cavity length, in comparison with the two other structures (LOC and SLOC). For the AOC structure, the vertical refractive index profile has been also calculated, predicting an excellent optical confinement factor (> 2%).

Because of the performance requirements for the targeted application, a DFB structure has been processed (only for the LOC and SLOC structures) that remains a challenge for high-power LDs since only few research centers succeeded in this development. From optical simulations, the properties of the DFB vertical structure have been studied to predict the theoretical coupling factor and the spectral width as well as analyse the influence of the grooves depth on the optical confinement properties. Clearly, the second-order grating is the most affected by variations of the relative mark length compared to the first-order grating. However, a second-order grating was chosen because of the main difficulties to pattern a first-order grating using the e-beam technique that requires a very short pitch (Λ ≈ 100nm). We used the second-order square shape grating with a relative mark length equal to 25% allowing to obtain: κL≈0,92 or κL≈1,3. A grating pitch equal to 290nm has been successfully implemented that is more compatible with e-beam resolution of III-V lab facilities.

The emission facet of the LD is subjected to huge local heating effect due to a recombination process at the GaAs-air interface and the reabsorption phenomenon of the emitted light. To prevent the LDs and enhance their robustness to COD, a Non-Injecting Mirror (NIM) window has been proposed and its effect on the far field divergence has been particularly analyzed since the near field does not change significantly. An optimized design of the NIM window has been proposed leading to a vertical position and an etching depth equal to 0,4µm and 0,5µm respectively.

A second section has given the complete description of the vertical structure fabrication process.

The device mounting process is also detailed including the study of different die-attach materials, the nature of the submount acting as a thermomechanical compensator and then mounted on a Cmount heat sink. The mechanical mounting is a key step to optimize the heat flow across the whole device that depends on the overall thermal resistance and its thermal management allowing to reduce the junction temperature. Because, thermal management investigation is of great importance to reach high levels of optical output power, chapter 3 aimed to bring a comprehension of the heat propagation in our LD technology through different tools using both analytical calculations and FEM simulations. A first section has given a brief overview of the different heat sources in a high-power LD but calculations of these heat contributions lead inevitably to some approximations. Optical re-absorption and Joule effect are clearly the most important heat sources. A second section has described the implementation methodology of a relevant analytical model enabling to estimate these heat sources.

For that, we proposed an analytical thermo-electrical model derived from three models already reported in literature (III-V lab, Simarjeet, Beringher), the data achieved by experimental measurements and theoretical L-I-V curves. This model can predict any L-I curve of a LD over a large range of bias current, from external and internal parameters as well as establishing a simple relationship between the structure design of the LDs and their optical performances. Using these L-I curves, it is possible to calculate the current density applied to the LD and then estimate the heat sources located within the optical cavity. For that, each heat contribution can be carefully taken into account from works of M. Kansar et al. and predictions of the overall dissipated power have been done. In order to analyse the heat flow propagation in the micro assembled LD through FEM simulations, these predicted heat sources are of major interest as input data of the model.

The development of high power LDs emitting at 975nm capable to reach high levels of optical power (10W) needs to accurately analyse optical power limitations and optimize its packaging. The packaging process requires to overcome both optical, mechanical and electrical issues. These last are often highly interactive and the stability of devices is an essential factor to ensure high performances and develop reliable applications. In such a context, time dependent FEM-based Multiphysics simulations are relevant tool. Indeed, despite the great interest of analytical models, some local effects can only be analyzed through 2D or 3D simulations in particular based on FEM.

The third section described and discussed the results achieved from stationary thermo-electrical simulations, in COMSOL© environment using a necessary Multiphysics approach, considering the transversal section (parallel to the front facet plane) and longitudinal section (parallel to the longitudinal axis of the LD) with specific boundary conditions. Because of the size heterogeneity of the structure, the 3D meshing procedure of the overall structure has represented a huge challenge and only 2D simulations have been addressed. Then, the effect of grooves etching depth defining the stripe width (90µm) and the length of Non-Injected Mirror (NIM) window were also discussed in terms of current density and heat distribution both at the emissive front facet and along the longitudinal axis of the LD.

Optical simulations highlighted that the number of modes propagating in the waveguide depend of the etching grooves depth and an etching depth ideally close to the QW, allows obtaining the maximum number of guided modes. Nevertheless, thermo-electrical simulations have also reported that the temperature in the QW increases as the grooves depth increases and preferably, the etching depth must be closer to the p-side GaAs contact layer as far as possible. A compromise is necessary to consider between the number of guided modes and the etching depth of the grooves. Between the DFB and the F-P design (LOC vertical structure), it was demonstrated that only a minor augmentation of the temperature (0,2°C @ 5A) occurs, mainly due to the addition of two layers in the DFB structure (spacer and grating). Simulations considering the transversal section in combination with optical simulations allowed determining the optimal grooves etching depth that is established at 1,2µm and corresponds to the middle of the cladding layer. This value results from a compromise targeting the best optical confinement as well as the best thermal management. Then, it is possible to increase the thermal roll-over threshold and potentially, the lifetime of the LD for the targeted application field. A best fit was obtained when experimental and simulated junction temperatures in the QW are compared (< 5%). Finally, the influence of the NIM window length was investigated and some optimized design rules have been specified.

Results reported in chapter 4 have mainly focused on the extraction of thermal resistance of the micro assembled LDs (F-P and DFB architectures) and analysis of stress distribution considering different mechanical mounting configurations as well as its impact on the COD threshold. A first part dealt with a methodology enabling to extract the thermal resistance not only of the micro assembled device but also of each material forming the overall assembly using transient thermal testing. We demonstrated that thermal resistance can be efficiently evaluated using a dedicated technique namely T3STER © that is based on the direct monitoring of the temperature distribution into the whole micro assembled device through a pulsed bias current. Such an equipment gives a detailed overview of the heat flow spreading into the whole device including laser chip, solder, submount and heatsink. A specific effort to offer a metrology procedure has been carried out to deduce the optimized setup parameters for the determination of cumulative structure functions. With the help of theoretical calculations taking into account both 1D contribution and spreading effects of the thermal flow, experimental thermal resistances have been extracted on both F-P and DFB LDs with different cavity lengths. The thermal resistance of a 4mm DFB laser device is equal to 2,85K/W while the thermal resistance of the chip itself is around 1,4K/W, agreeing with Looking at short-term, future works will address the following points:

-Improve the AOC vertical structure electro-optical performances. Considering the decomposition of the WPE into three efficiency (related to the threshold current, the differential quantum efficiency and the bias of the LD) the AOC vertical structure reaches the max WPE for high level of current. The WPEmax for the AOC vertical structure is lower compared to the LOC and SLOC vertical structures, for the same cavity length. This because the AOC vertical structure reaches the maximum of the threshold current efficiency for high level of current, when the differential quantum efficiency has already decrease of 20%. In order to increase the WPEmax, the development of the AOC F-P vertical structure must address the decrease of the threshold current, in order to increase the efficiency related to the 𝐼 𝑡ℎ and increase the WPEmax achievable.

-Develop a DFB LD based on AOC vertical structure which allows to obtain the best optical performance (in terms of optical power and spectral stability) and increase the COD threshold.

-Develop an optimized soldering process onto a DCD submount that, compared to the CuW one, has a bigger thermal conductivity and thus enables to improve the heat dissipation.

Hence, it will be possible to reach both higher operating current (>> 14A) and optical power (> 10W).

-Strengthen the strain measurements (in particular µPL) by increasing the number of LDs under investigation.

-Increase the cavity length of the LD in order to achieve higher output level (20W in CW) that will give an advantage over the other competitors. 

Thermal conductivity

The thermal conductivity results from interactions between phonons and from the scattering of phonons by crystalline imperfections. The theoretical calculation is highly approximated, due to the difficulty of an exact solution of phonons-phonons interactions. This is exacerbated in the case of alloy compounds, basically because of the random distribution of constituent atoms in sub-lattice sites [2]. Based on S. Adachi works, the thermal conductivity is given by: 𝐾(𝑇) = 𝐾 300𝐾 • ( 𝑇 300𝐾 ) 𝛼 [Eq. 12] where 𝐾 300𝐾 is the thermal conductivity at environment temperature and 𝛼 is a linearly interpolated parameter because of the lack of experimental data.

The 𝛼 parameter is different for each compound and an exhaustive literature has already addressed it [3]- [5]. In Figure 2, one can see the typical predicted variations of the thermal conductivity as a function of temperature calculated from [Eq. 12]. In the case of the semiconductor alloy, only few experimental results are available and the value of 𝐾 300𝐾 𝐴𝐵 can be calculated using the harmonic average [3]: where 𝐶 𝐾 represents the bowing factor that considers the drastic reduction of the thermal conductivity with the increase of material composition x.

𝐾 300𝐾 𝐴𝐵 = 1
The 𝛼 parameter is linearly interpolated as follows:

𝛼 = (1 -𝑥) is referred to the well-known Coulomb scattering effect and such a phenomenon is more pronounced at low temperature [6].

On the base of the Mathieson's rule it is possible to combine the scattering effects:

1 𝜏 = 1 𝜏 𝑐-𝑝ℎ + 1 𝜏 𝑐-𝐶 → 1 𝜇 = 1 𝜇 𝑐-𝑝ℎ + 1 𝜇 𝑐-𝐶 [Eq. 19]
Mobility is a temperature dependent parameter and the dependence can be written as follows:

𝜇 𝑐-𝑝ℎ = 𝐴 𝑝ℎ 𝑇 𝛼 𝑝ℎ 𝜇 𝑐-𝐶 = 𝐴 𝐶 𝑇 𝛼 𝐶 [Eq. 20]

The values of 𝐴 𝑝ℎ , 𝐴 𝐶 , 𝛼 𝑝ℎ , 𝛼 𝐶 depend on semiconductor compounds. The equivalent mobility is: Figure 3 shows the temperature dependence of the free carriers mobility for different semiconductor alloy compounds reported in [3]. Les simulations optiques ont montré que le nombre de modes qui se propagent dans le guide d'ondes dépend de la profondeur de gravure des tranchées, définissant le ruban central d'émission. Il ressort qu'une profondeur de gravure proche du puits quantique permet d'obtenir le nombre maximal de modes guidés. Néanmoins, des simulations thermoélectriques ont également montré que la température dans le puits quantique augmente en fonction de la profondeur de gravure. Il est conclu que, dans la mesure du possible, la profondeur de gravure doit être proche de la couche de contact GaAs du côté p ; un compromis étant nécessaire entre le nombre de modes guidés et la profondeur de gravure.

1 𝜇 =
Le chapitre IV décrit une méthodologie permettant d'extraire la résistance thermique de la diode laser microassemblée, mais également de chaque matériau à l'aide d'essais thermiques transitoires.

Un paramètre important pour quantifier la gestion thermique des dispositifs fabriqués fonctionnant en régime d'onde CW réside dans la détermination de la résistance thermique du dispositif microassemblé. Une valeur faible de ce paramètre permet de réduire la température de jonction par un chemin de dissipation thermique optimisé, garantissant un fonctionnement optimal à long terme, en particulier lorsqu'une puissance optique de sortie élevée est envisagée (> 10W).

Les diodes laser à haute puissance (à cavité longue) rendent difficile l'utilisation de l'analyseur de spectre optique en raison de la nature multimodale intrinsèque de la diode laser et de la résolution attendue. Cela peut entraîner une mesure erronée de la résistance thermique (donc de la température 

Figure I- 1

 1 shows the energy-band diagram of an abrupt heterojunction between two semiconductors with different bandgap energies. The basic model for the description of an heterojunction assumes that the two

Figure I- 1 :

 1 Figure I-1: (a) Semiconductor heterojunction between two semiconductors (A and B) with different bandgaps. (b)Energy band structure for an abrupt heterojunction.

  Figure I-2(a). To increase the optical confinement keeping a correct confinement, it is possible to use an additional optical waveguide around the QW as given in Figure I-2(b). The corresponding structure is the Separate Confinement Heterostructure QW (SCH-QW). The electric field vector, 𝐸, shows that the photons are confined primarily by the inner QW. The wave function of carriers, Ψ, is confined by the outer heterointerfaces. The development of the SCH-QW corresponds to a strained QW with a lattice constant material mismatched compared to that of the surrounding material. In the case of a GaAs substrate, a low percentage of Indium in the QW is added to increase the lattice constant. This allows for the fabrication of InGaAs/GaAs compressively strained QWs. This affects the light and heavy-holes distribution of the valence band (LH and HH respectively). Laser action usually occurs in the TE mode due to transitions to the HH band. The E(k) curves are different in the growth plane and in the growth direction due to strain-induced tetragonal distortion of the unit cell and the LH and HH bands are separated in energy Figure I-3. The consequence is a change in the density of states.

Figure I- 2 :

 2 Figure I-2: Bandgap diagrams, optical fields and carriers distributions in a thin single QW, (a), and in a SCH-QW, (b). The blue and red lines represent the optical field and carriers distributions.

  quasi-Fermi level separation, the electrons or holes density of the energy states diminishes introducing a strained QW. Such a drop reduces the carrier density required to reach the threshold. Hence, at the transparency, the strain QW has a lower carriers density and a strained QW significantly reduces the transparency current. Such a compressed strain QW also leads to a light emission into the direction parallel to the LD junction (TE polarization).

Figure I- 3 :

 3 Figure I-3: Density of states and band diagram for strained and not strained QW. The quasi Fermi level, the edge energies and the densities of the states in the valence band are influenced by the mechanical strain.

Figure I- 4 :

 4 Figure I-4: Transversal cross-section view of a symmetrical waveguide (a) and propagation of the electromagnetic field (b).

Figure I- 5 ,Figure I- 5 :

 55 Figure I-5: Material gain spectrum versus carrier density in a InGaAs QW. Due to the high density of states in the QW, the maximum of the gain curve only shows a slight shift in wavelength [42].

1. 2 . 4 Figure I- 6 :

 246 Figure I-6: Generic design of an optical resonator. The red line represents the QW. The optical field makes a roundtrip along the cavity length travelling between the two mirrors.

Figure I- 7

 7 shows a DFB high-power LD developed in this study and processed with facilities of III-V lab.

Figure I- 7 :

 7 Figure I-7: 2D and 3D view of a DFB LD developed in this study and processed with facilities of III-V lab. The triangle cut highlights the DFB grating layer on top of the optical cavity layer.

Figure I- 8 :

 8 Figure I-8: Design of a rectangular grating with period 𝛬 and mark length 𝛬 𝑚 (𝑛 𝑎 and 𝑛 𝑏 represent the refractive indexes).

Figure I- 9 :

 9 Figure I-9: Variations of the reduction factor 𝑓 𝑟𝑒𝑑 of 𝜅 coupling factor for a square grating versus 𝛬 𝑚 𝛬 .

  Below the threshold current, spontaneous emission mainly dominates and the light intensity emitted by the laser structure is very low. Above the threshold current, stimulated emission takes over and the output power (Pout) increases linearly as a function of the bias current as shown in Figure I-10.

Figure I- 10 :

 10 Figure I-10: Variations of the output optical power and Wall-Plug Efficiency (WPE) versus the applied bias current.

(

  COD) or Catastrophic Optical Mirror Damage (COMD). Physical mechanisms of facet-related degradation are schematized in Figure I-11. A facet oxidation loop, a loop for dislocations at the facet and some related phenomena are physically connected with the overall COMD loop. When light is absorbed at the facet, electron-hole pairs are generated and this pair generation enhances the bond breaking. The generated electrons and holes recombine through a non-radiative way and the temperature is increased at the facet. Therefore, the band gap energy is reduced, the light absorption at the facet and the number of electron-hole pairs increase. Finally, the temperature rise reaches the melting point of the laser material and a COMD occurs.

Figure I- 11 :

 11 Figure I-11: Scheme of physical processes leading to a COD occurring at the laser facets [52].

Figure I- 12 :Figure I- 13

 1213 Figure I-12: LDs are mainly used for industrial materials processing. This market is usually divided into high-power(1-100kW) and low power (< 1kW) macro, micro and marking[54]-[START_REF] Welch | A Brief History of High-Power Semiconductor Lasers[END_REF].

Figure I- 13 :

 13 Figure I-13: Main applications of LDs[2]-[51].

Figure I- 15

 15 highlights that more than 60% of the market for laser-powered materials processing is based on high-power GaAs-based LDs technologies. This trend is expected to going-on with diode-based systems progressively replacing solid-state and CO2 lasers.

Figure I- 15 :

 15 Figure I-15: Market share of high-power optical systems, high-power lasers for industrial manufacturing, market segments and development for CO2 lasers, Solid State Lasers and LDs [57].

Figure I- 16 to

 16 Figure I-16 to Figure I-21 and an exhaustive evaluation of literature in the framework, we have reported the different values of the main electro-optical parameters over the years for LDs with 4mm cavity length and finally for comparison, values obtained with the different III-V lab technologies and devices are indicated ahead of time. Chapters II, III and IV will detail accurately the measurement procedures. In the next figures, different acronyms are used:

Figure I- 16 ,

 16 values of slope efficiency obtained over 20 years are reported. There is not a real tendency because the slope efficiency was quite high in particular due to Alphalight technology who reached 1W/A with a 4mm DQW F-P device since 1996. The FBH shows also a constant progression in the slope efficiency performance since 2007. The values obtained at III-V lab (around 0,9-1 W/A) are in the range of the best ones published by FBH and n-Light (1,05-1,15 W/A).

Figure I- 16 :

 16 Figure I-16: Values of slope efficiency since 1995 extracted from [1]-[2]-[3]-[4] -[7]-[8]-[17]-[18]-[19]-[20]-[21]-[22]-[23]-[24]-[26]-[START_REF] Rossin | High power High efficiency 910-980 nm Broad area laser diodes[END_REF].

Figure I- 17

 17 Figure I-17 shows the values of the series resistance reported in literature and since 2005, one can see an incessant decrease. Undoubtedly, the constant improvements carried out by epitaxy and lithography processes have permitted to significantly reduce series resistance (> 70%) as well as Joule effect.

Figure I- 17 :

 17 Figure I-17: Values of series resistance since 1995 extracted from [1]-[2]-[3]-[4]-[7]-[8]-[17]-[18]-[19]-[20]-[21]-[22]-[23]-[24]-[26]-[START_REF] Rossin | High power High efficiency 910-980 nm Broad area laser diodes[END_REF].

  Values displayed inFigure I-18, Figure I-19 and Figure I-20 are also of interest giving the main electro-optical parameters regularly characterized on LDs technology: threshold current, WPE and internal quantum efficiency. Usually a double QW structure should have (approximately) a threshold current density almost double respect to the single QW. Here, one can highlight the remarkable effort of the FBH. In particular, they have optimized the structure of a DQW F-P LD in order to obtain a threshold current density divided by two (300 A/cm² to 150 A/cm²) in less than 5 years. This optimization lies in the in-situ lithography in order to avoid oxidation of Al layer.Because of the Al-free active area, the developed III-V lab structures are not affected by such a phenomenon.

Figure I- 19 and

 19 Figure I-19 and Figure I-20 demonstrate that the devices of III-V lab reach the WPE and internal quantum efficiency state-of-the-art values. Up to 2008, the WPE remains constant ranging from 55 to 65% whatever the technology considered, though we need to remind that an increase of few percent is worthy. Since 2010, higher values of WPE have been achieved with a world-record for FBH-JENOPTIK ( 75%) in 2013. The FBH has worked on the performance increase of their DFB laser technology and, in a relatively short period, they obtained almost the same values of WPE (62-64%) for DFB (2 steps epitaxy) and F-P (1 step epitaxy) LDs. In contrast, the III-V lab devices reach rather lower values for F-P (58-59%) and DFB (56-57%) architectures. Regarding the internal quantum efficiency, clearly the III-V lab devices (DFB architecture) is one of the main leaders with 93%. Such values are mostly achieved by an ability to produce layers with a very low concentration of residual defects.

Figure I- 18 :

 18 Figure I-18: Values of threshold current density since 1995 extracted from [1]-[2]-[3]-[4]-[7]-[8]-[17]-[18]-[19]-[20]-[21]-[22]-[23]-[24]-[26]-[START_REF] Rossin | High power High efficiency 910-980 nm Broad area laser diodes[END_REF].

the study 50 Characteristic

 50 temperatures are of great interest in particular to assess thermal sensitivity of LDs that finally affects their long-term reliability. Small values of 𝑇 0 indicate a larger dependence on temperature (see [Eq. I-25]). Because of huge technological improvements in particular addressing the differential quantum efficiency, values reported in Figure I-21 show a quite linear decrease of 𝑇 1 since 1995 while in contrast the values of 𝑇 0 did not change drastically since this parameter is more dependent on the physical properties of the heterostructures that are well-mastered. One can see that the data obtained from the III-V lab devices show excellent results for the both characteristic temperatures (> 200K).

Figure I- 21 :

 21 Figure I-21: Values of characteristic temperatures (𝑇 0 , 𝑇 1 ) extracted from [1]-[2]-[3]-[4]-[7]-[8]-[17]-[18]-[19]-[20]-[21]-[22]-[23]-[24]-[26]-[START_REF] Rossin | High power High efficiency 910-980 nm Broad area laser diodes[END_REF].

Figure I- 23 Figure I- 22 :

 2322 Figure I-22: (a) Energy level structure of the trivalent Erbium ion and the optical transition. (b) Absorption and emission cross-sections for Erbium ions [58].

Figure I- 24 Figure

 24 Figure I-24 shows the general architecture of a fiber laser emitting at 1,55µm. A seed laser combined with an amplifier forms a master oscillator power amplifier configuration. It is used for generating an output with high-power. The LD at 975nm pumps the fiber laser 𝐸𝑟 3+ /𝑌𝑏 3+ in order to reach the highest level in terms of output optical power.

  Figure II-1: Generic vertical structure of the LD showing the different layers obtained by epitaxy.

  grooves depth (used to define the emissive central ridge of the index guided LD) at each side of the stripe (see Figure II-2) and its consequence on the confinement of the optical modes as well as the coupling factor.

Figure II- 2 :

 2 Figure II-2: Front facet cross section view of the LD. The emissive zone is in the middle of the two grooves.

Figure II- 3

 3 Figure II-3 represents the 1D refractive index variations of a waveguide where W and h are the width of the central ridge strip and the depth of each groove around this last respectively. It is assumed that the optical wave propagates along the z direction.

Figure II- 3 :

 3 Figure II-3: Method of effective index solver basically applied to a waveguide.

  Figure II-4.

Figure II- 4 :

 4 Figure II-4: Cross-section view of the device considered in FIMMWAVE® (the blue plane) to predict the 2D index profile variations.

  The theoretical value of the coupling factor 𝜅  The effect of etching on the coupling factor  The near and far fields  The far field divergence  The spectral width of the DFB versus F-P optical spectrum

2

 2 summarizes the main technological parameters of the whole structure. The photons are confined in the optical cavity because of the two quaternary layers that have a refractive index lower than the QW, corresponding to an index guided structure. The two grooves presented in Figure II-2 confine the injected current in the central ridge. Thus, carriers are injected into the active region and only a little part diffuse laterally. The grooves confine the current inside the central ridge, and then the lateral structure refractive index is modified. The lateral index change, between the grooves and the central ridge, guides photons along the axis of the cavity. A LD structure where a recombination of current carriers and a population inversion occur only in the central ridge stripe through which the current flows is called gainguided.

Table II- 5 :

 5 Calculated series resistance and optical losses for the three vertical structures versus the cavity length.

Figure II- 6 :

 6 Figure Variations of the index profile versus the vertical position and predicted 𝑅 𝒔 as well as 𝛼 𝒊 for each layer of the three vertical structures considering a 4mm cavity length LD. The percentage refers to the total 𝑅 𝒔 and 𝛼 𝑖 .

Figure II- 7 :

 7 Figure II-7: Simulated far fields for each vertical structure LOC (a), SLOC (b) and AOC(c). The emissive facet of the LD is located at the bottom of the graph. Along the z-axis, an arbitrary scale of intensity is used and the x/y-axis (in degree) enables to predict the divergence of both the fast and slow axis.

Figure II- 8 :

 8 Figure II-8: Coupling factor variations for square grating as a function of the 𝛬 𝑚 𝛬 for a first-(a) and a second-(b) order grating.

Figure II- 9 .

 9 An etching equal to 0,2 µm of the GaAs contact thickness corresponds to the beginning of the cladding layer while values of 1,7 µm and 2,2µm correspond to the beginning of the p-side GaInAsP layer for the LOC and SLOC structures respectively. Clearly, one can conclude that the coupling factor remains strictly constant as a function of their depth as shown in Figure II-9.

Figure II- 9 :

 9 Figure II-9: (a) Grooves etched around the strip. (b) Variations of the coupling factor versus the etching depth of the grooves (4mm length cavity LOC and SLOC structures).

Figure II- 10 ,

 10 considered as a qualitative estimation of the heat generation at the facet as a function of the optical output power.

  Figure II-11 shows a schematic with a cutting section on the metallization layer (in yellow) of the LD. Such a view is used to show the SiO2 NIM layer (in grey) between the metallization and the GaAs contact layer (in orange). The manufacturers have implemented different structures of NIM. In 2003, Fraunhofer-Institute (FI) and Max-Born-Institut (MBI) demonstrated the temperature reduction using a current blocking layer of 30 µm near the facet and under the metallization layer [26]. In 2006, CORNING Inc. (CI)

Figure II- 11 :

 11 Figure II-11: Top view of a NIM. The oxide layer below the metallization reduces the current in the area close to the emissive facet.

  lengths of blocking layers (30 and 50 µm) on the near and far field patterns. The vertical position of the NIM represents at which level in the vertical structure of the LD the NIM is located. The far field and the fast axis divergence variations as a function of the vertical position of the NIM are presented in Figure II-12. These results are quite similar for both 30 and 50 µm NIM length. Based on optical simulations, the main results are the following:  The near field does not change significantly either according the implementation of a NIM or the variations of both its vertical position and length.  In contrast, the far field is more affected since some changes clearly appear on both the intensity and the fast axis divergence as reported on Figure II-12(b). These results are quite similar whatever the NIM length considered. 30µm From top-down NIM  Metal  Oxyde  [P] Contact GaAs  [P] Cladding AlGaAs  [P] Grating GaInAsP  [P] Spacer GaInP  [P]Optical cavity GaInAsP  QW GaInAs  [N]Optical cavity GaInAsP  [N] Cladding AlGaAs  [N] Substrate GaAs   The slow axis divergence is not affected by the vertical position of the NIM. However, the fast axis divergence increases and the far field intensity decreases as function of the NIM vertical position.

Figure II- 12 4

 124 Figure II-12: (a) Cross-section view of the front facet with the NIM position. The grey square corresponds to an enlargement of the front facet showing the NIM position. (b) Influence of the vertical position of the NIM on the far field intensity and divergence for a length of 30µm.

Figure II- 13

 13 Figure shows the photoluminescence of the GaInAs-based QW measured at 25°C, validating the homogeneity of the wavelength emission around 965𝑛𝑚. Since the LD will operate at high levels of current (12A), the drift of the gain will approach the targeted wavelength (975nm).

Figure II- 13 :

 13 Figure II-13: Spectral-resolved photoluminescence distribution of the GaInAs-based QW measured at 25°C.
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 22 Main steps of lithography process and DFB grating fabricationThe LDs goes out of the epitaxy after the growth of the p-side GaInAsP layer because the next step corresponds to the patterning of the DFB grating layer. To fabricate the DFB grating, a spacer of GaInP is epitaxially grown after the P-type LOC layer as reported in Figure II-14.Table II-10 describes the main lithography steps used for the realization of the DFB grating and the ridge.

Figure II- 14 :

 14 Figure II-14: First epitaxy growth with the deposition of the layer up to the grating. Then the device is ready for the grating patterning.

  Figure II-15 shows a SEM view of the patterned second-order grating. The measured pitch (≈ 290nm) fully agrees with the predicted one.

Figure II- 15 :

 15 Figure II-15: SEM view of the patterned grating with the obtained period (inset).

  this step, the AlGaAs cladding and a deposition of P type AlGaAs layer graded index as strain compensation are processed. The last step corresponds to the deposition of P-type GaAs as contact layer. After a de-oxidation of Ptype GaAs layer with HCl/H2O. Deposition of metal (Ti/Pt/Au) for the ohmic contact and lift-off of the metallization.

  section "Chapter I -Structure and design parameters of an optical resonator with Bragg grating -Distributed Feedback architecture" introduced the concept of mirror. To obtain a laser resonator architecture, the wafer is cleaved into bars and these last are cleaved into chips, whose facets are coated with dedicated dielectric materials. An issue of high-power LDs lies in the fabrication of robust mirrors at the facets. The energy heating the facet is concentrated in a small volume and the power density easily reaches values on the order of 10𝑀𝑊/𝑐𝑚 2[41]. The degradation of LD by facet oxidation, along with the other degradation modes, becomes more prevalent with higher Al fraction and the increasing of optical-power densities[42]. The process used to avoid facet oxidation is based on the passivation of facets. The LDs are cleaved in air and the facets are passivated with nitride and silicon barriers. In literature, it is reported different examples of the use of such a technique and it has been clearly established that a passivation process largely improves the reliability of high-power LDs[29]-[30]-[42].Even though the LD has an "Al-free" optical cavity, part of the optical field propagates in the cladding (≈ 10%), a layer with 33% Al-content. In Figure II-16, it is possible to highlight typical variations of the L-I curve for different LDs with 4mm cavity length without any coating or passivation on both facets (front and rear). These LDs were cleaved at the same time, then mounted on the same C-mount heatsink with the same conditions but the measurements were done at different times over a period of 4 months. It clearly appears that the COD threshold strongly decreases as a function of the measurement time assuming a larger thermal roll-over and COD sensitivity in operating conditions.

Figure II- 16 :

 16 Figure II-16: COD threshold variations versus time measurement for LDs of a same batch without any coating or passivation layer applied on both facets.

   shows the relationship between the true mirror losses, the equivalent F-P reflectivity (at the emissive front facet of a LD) and the strength of the coupling factor "𝜅" for a DFB structure. A DFB LD vertical structure results from the fabrication of the grating layer and the true front facet reflectivity is never equal to the one experimentally measured via the spectrometer (Figure II-18). In our study, different materials and (HR, AR) coatings have been investigated (see TableII-11).

Figure II- 17 :

 17 Figure II-17: Variations of 𝐽 𝑡ℎ versus AR (assuming a 90% HR) or versus HR (assuming a 1% AR) reflectivity values.The AR reflectivity is clearly the predominant parameter.

Figure II- 18 :

 18 Figure II-18: Resonator losses of a DFB laser (left axis) and corresponding reflectivity of the front facet of an equivalent F-P laser (right axis) versus the coupling coefficient [44].

   shows a picture of the final micro assembled device on the C-mount heat sink. As for all high power LD, the LD is soldered epi p-side down in order to increase the thermal dissipation. Different materials for the submount can be used such as Copper-Tungsten (CuW) or Diamond-Copper composite (DCD) as well as different alloys such as Gold/Tin alloy or Indium as solder for the mounting of the chip.

Figure II- 19 :

 19 Figure II-19: Optical view of the final micro assembled device on a C-mount heat sink.Material CTE [ppm/K]

  Figure II-21 shows a crosssection view of the region surrounded by a red square in Figure II-20.

Figure II- 20 :

 20 Figure II-20: 3D schematics and longitudinal section of LD mounted on C-mount heatsink.

Figure II- 21 :

 21 Figure II-21: SEM view of the longitudinal cross-section corresponding to an enlargement of the red square in Figure II-20.

Figure

  Figure II-23 shows a typical CW L-I-V curve obtained from a 4mm cavity length SLOC LD. From these curves, the software deduces some parameters such as: 𝜂 𝐸 , 𝐼 𝑡ℎ , 𝑅 𝑠 , 𝑉 𝑡ℎ . The value of 𝜂 𝐸 is

Figure II- 22 :

 22 Figure II-22: Setup for the measurement of L-I-V curves in CW regime.

Figure II- 23 :

 23 Figure II-23: Typical CW L-I-V curves obtained for a 4mm cavity length SLOC LD with 33% reflectivity for each facet.

Figure

  Figure II-24(a) compares the L-I-V curves of three LDs from each vertical structure. The P(I) and WPE(I) curves are representative of the performances achieved with the structure. All the LDs are coated with SiO2/TiO2 HR equal to 95% and TiO2/SiO2 AR equal to 1%. The LOC structure has a lower threshold current and because of that, a maximum WPE is reached before the SLOC and AOC devices. The maximum of the term 𝜂 𝑡ℎ (𝐼) = (𝐼-𝐼 𝑡ℎ ) 𝐼

  the optical power does not saturate, the WPE remains almost constant even at high values of current for the three vertical structures. At 12A, the WPE for the LOC, SLOC and AOC decreases respectively from 12%, 10% and 5%.

Figure II- 24 :

 24 Figure II-24: CW L-I-V curves for the three vertical structures (4mm cavity length) with HR 95% and 5% AR coatings.

  Figure II-26 shows typical pulsed L-I curves for the three vertical structures and Table II-14 summarizes the experimental values of the characteristic temperature.

   Extracted characteristic temperatures of each vertical structure (4mm cavity length).

Figure II- 25 :Figure II- 26 :

 2526 Figure II-25: Setup for pulsed L-I-V measurement.

2

 2 Experimental extraction of internal parametersIn order to extract the internal parameters, it is necessary to use three different cavity lengths for each vertical structure. For the LOC and AOC structures, three cavity lengths have been used equal to 2, 3 and 4 mm respectively while for the SLOC structure, three other cavity lengths (1,6-2-2,5 mm) have been chosen and four LDs have been considered for each length.With the setup given inFigure II-25, the measurement of pulsed L-I-V curves has been performed up to 2A. All LDs are mounted with CuW submount on a C-mount heatsink. The LDs are cleaved without coating; there is a passivation layer at both facet to avoid oxidation. The TEC sets a constant temperature of 20°C at the bottom of the C-mount heatsink. The internal parameters of each LD are calculated from the external parameters experimentally determined. In "Chapter I -Main electro-optical parameters of a high-power Laser diode" we have written 𝑃 𝑜𝑢𝑡 = 𝜂 𝐷 • ℎ𝜈 𝑞 • (𝐼 -𝐼 𝑡ℎ ).

  Internal quantum efficiency (𝜂 𝑖 ) -Internal losses (𝛼 𝑖 ) Plotting the 1 𝜂 𝐷 as a function of the cavity length (L) and through a linear regression, these parameters can be extracted based on the data reported in Figure II-27. Then, the results are summarized in Table II-15.

Figure II- 27 :

 27 Figure II-27: Plot of experimental differential quantum efficiencies versus LD cavity length for extrapolation ofinternal parameters considering the three structures.

2. 3 . 3

 33 Far field measurements Small vertical divergence angle (with at least 90% of optical power) allows minimizing the power loss and aberrations during the beam collimation. Most applications need a low vertical divergence angle. The reduction of the vertical divergence angle makes the beam shaping easier and more efficient. Finally, optical systems are less expensive and robust. With the setup presented in Figure II-29, the far field has been measured for each vertical structure. The setup is quite similar to the CW L-I-V setup given in Figure II-22, but instead of collecting the light with the integrating sphere, we use an automatic rotating camera from COHERENT, in order to extract the fast and slow axis of the far field divergence. The front facet of LD is aligned to the rotating camera. Then we choose to keep a distance equal to 1 cm between the front facet LD and the camera in order to obtain a propagation of the light from the front facet.

Figure II- 30

 30 Figure II-30 compares the fast axis divergence for each vertical structure measured at 20°C and 1A bias current. These experimental results confirm the lowest fast axis divergence of the SLOC structure in particular due to the higher thickness of the optical cavity. Through the previous optical simulations, the predicted values of the vertical divergence (Θ 𝑣 @ FWHM) for the three structures are known and in Table II-16, a comparison between the theoretical and experimental fast axis

4

 4 Spectral propertiesFor the spectral measurement, the setup presented in "Chapter II-L-I-V curves in CW and pulsed regime: setup and results" is used and reported in Figure The optical spectrum analyser, Anritsu MS9740A, has a maximum accuracy of ±1pm near 980nm. High-power LDs emitting near of 980nm are more and more used to provide the optical power for fiber lasers or amplifiers pumping mainly addressing LIDAR and micro-machining applications. The Yb, Er and Er/Yb doped optical fibers have a very narrow absorption line close to 975nm but a higher absorption compared to the 915nm-940nm surrounding wavelength region. Due to the large number of excited modes in broad area F-P LD, the spectral width is typically bigger than the optical absorption of an Er/Yb optical fiber (1 to 2 nm) as shown in Figure II-31. Nevertheless, due to temperature shifting, high-cost temperature stabilization setup or external wavelength-lock devices such as Volume Bragg Grating (VBG) are mandatory to maintain pumping efficiency and stability[52]. In order to reduce such additional high cost and the inconvenient use of external devices, in particular for their sensitivity to mechanical disturbances, nowadays are available different solutions. High-power monolithically wavelength-stabilized LDs such as distributed Bragg reflector (DBR) and DFB lasers are today under investigations to achieve the best compromise between optical output power versus temperature drift[41].To validate the optical simulations, it is possible to calculate the effective index from the optical spectrum using Λ = 𝑚 𝜆 𝐵 2𝑛 𝑒𝑓𝑓 ′ .

Figure II- 32 .

 32 Based on a spectral width lower than 1nm, it is possible to efficiently pump the core of the optical fiber. Moreover, a DFB structure increases the wavelength stability of the LD spectrum as a function of the temperature.

Figure II- 31

 31 Figure II-31: (a) Optical spectrum for an F-P 4mm cavity length SLOC LD measured at 20°C and 1A. The spectral width is over 5nm. (b) Spectral drift versus temperature measured at 2A.

Figure II- 32 5

 325 Figure II-32: (a) Optical spectrum for a DFB 4mm cavity length SLOC LD measured at 60°C and 5A. The spectral width is lower than 5nm. (b) Spectral drift versus temperature measured at 5A.



  Finally, a grating pitch equal to 290nm has been successfully implemented that is more compatible with e-beam resolution of III-V lab facilities.The emission facet of the LD is subjected to a huge local heating effect due to a recombination process at the GaAs-Air interface and the reabsorption phenomenon of the emitted light particularly. The first one is significant at low optical power while the last one dominates at high levels of optical output power bringing a rapid increase of both the facet temperature resulting in the well-known COD. To prevent the LDs and enhance their robustness to COD, a Non-Injecting Mirror (NIM) window has been proposed and its effect on the far field divergence has been particularly analyzed since the near field does not change significantly. The slow axis divergence is not affected by the vertical position of the NIM while the fast axis divergence increases and the far field intensity decreases as function of the NIM vertical position. Based on simulation results, an optimized design of the NIM window has been proposed according the following recommendation: A vertical position equal to 0,4µm keeping the fast axis divergence and the far field intensity quite unchanged. An etching depth equal to 0,5 µm for both NIM length. With such an etching depth, the NIM reaches the p-side cladding layer ensuring an electrical insulation in the region of the emissive facet.A second section has given the complete description of the vertical structure fabrication process including in particular the core emissive structure, the patterning of the grating based on the e-beam technique in good agreement with the proposed one by simulations and the facets coating preventing from their oxidation and COD. The device mounting process is also detailed including the study of different die-attach materials (Gold-Tin and Indium), the nature of the submount acting as a thermomechanical compensator (Copper-Tungsten and Composite-Diamond) and then mounted on a C-mount heat sink (in Copper). The mechanical mounting is a key step to optimize the heat flow across the whole device that depends on the overall thermal resistance and its thermal management allowing to reduce the junction temperature.The last section was devoted to the electrical and optical characterizations based on the measurement of the L-I-V curves in pulsed and CW regimes enabling to extract the external and internal parameters for each vertical structure and compared with simulation results. After the development of dedicated setups, our characterizations have also addressed the extraction of the wall-plug efficiency, the far field and vertical divergence playing a significant role in the coupling efficiency during the beam collimation as well as the spectral properties. The experimental external parameters of the three structures have been compared with the literature showing state-of-the-art results. The calculation of internal parameters via pulsed L-I measurements allowed us to compare the experimental and simulated values of optical parameters as well as the series resistance. The measurements of the optical spectrum for a DFB LD validate the simulation results. The good agreement between the values of experimental effective index, determined from the DFB spectrum and optical simulations (error < 0,04%), validates our simulation models.

(

  NIM) window are also discussed in terms of current density and heat distribution both at the emissive front facet and along the longitudinal axis of the LD.Brief overview of heat sources in a high power LDIt is well-established that heat generation limits LDs performance due to the free carriers displacement, responsible of the energy transfer to the crystal lattice and so the increase of temperature. The thermal energy is dissipated via lattice vibration and the phonons represent the smallest quantity of the energy portion of lattice waves.Many works have been already published addressing modelling of heat generation in LDs [1]-[2]-[3]-[4]. The generation of heat in a LD, independently from the vertical structure, is directly connected to the physical processes of transfer energy to the crystal lattice. In other words, these processes are mainly related to transfer mechanisms such as:  Heating by Joule effect due to the series resistance. Electron-hole recombination and Auger Shockley-Read-Hall heating processes.

  Figure III-1(a).

Figure III- 1 :

 1 Figure III-1: (a) Auger recombination: an electron in Bc recombines with a hole in Bv and a third electron takes energy from the primary electron. The electron gives the excess of energy to the lattice, converted into heat, and comes back to its first energy. (b) SRH recombination: the green line represents the trap energy level located in the band gap.

28 Table III- 1 :

 281 Internal and external parameters for three cavity lengths of a LOC vertical structure in order to predict L-I curves . Based on these internal and external parameters and the theoretical model, it is possible to predict the L-I curves for different cavity lengths as reported in Figure III-2(a) and compared them to experimental L-I curves. These results show a difference between experimental data and the predicted ones using this first model. Experimentally, the L-I curves clearly show the well-known thermal roll-over effect since the optical power significantly decreases after 6A.Figure III-2(a) reports only L-I curves for two cavity lengths (3 and 4 mm) and Figure III-2 (b) plots the relative error between experimental and predicted L-I curves highlighting a large difference ( 25%) at high bias current levels (I > 10A).

Figure III- 3 :

 3 Figure III-3: (a) Predicted and experimental L-I curves versus cavity length. (b) Relative error between predicted and experimental L-I curves. [To improve the fit, the following values have been implemented in the first model: Rth = 7-5 K/W for 3-4mm cavity length LDs and 𝛼 𝑖 = 1𝑐𝑚 -1 ].

  Figure). The relative error between the experimental and simulation curves is reduced, in

Figure III- 4 :

 4 Figure III-4: (a) Predicted and experimental L-I curves versus cavity length. (b) Relative error between predicted and experimental L-I curves.

Figure III- 5

 5 Figure plots the difference between the predicted and experimental L-I curves a function of the cavity length and the model n°3 clearly demonstrates the best fit between the predicted and experimental results with the lowest relative error (<5%) whatever the considered bias current.
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 41 Thermo-electrical steady-state simulations a. Transverse and longitudinal cross-section models: materials and geometries Two cross-section views (namely geometries), referred to the optical axis of the LD, are considered as shown in FigureIII-7. We must note that considering the longitudinal cross-section, the drilled hole into the C-mount heat sink is not considered, leading to some quite optimistic results since the thermal resistance of the C-mount is certainly lower in comparison with that of the real device.

Figure III- 7 :

 7 Figure III-7: Transverse and longitudinal cross-section views considered as the different geometries for the proposed thermo-electrical simulations.

Figure III- 8

 8 Figure III-8 shows the double trench LOC structure considered for the modelling of the LD.

Figure III- 8 :

 8 Figure III-8: Double trench LOC vertical structure considered for the thermo-electrical simulations.

b.

  Modelling and boundary conditionsThe LD mounted on a C-mount heat sink is fixed onto a dedicated copper mechanical support only used for L-I-V characterizations performed at the laboratory as shown in Figure 

Figure III- 9 :

 9 Figure III-9: LD on C-mount heat sink mounted onto a copper support.

Figure III- 10 :

 10 Figure III-10: Transversal and longitudinal cross-sections of the LD mounted on the C-mount heat sink.

c.

  Methodology for an optimal meshing processIn COMSOL Multiphysics®, it is possible to use different type of meshing elements as a square or a triangle and set many boundary conditions as the number of the nodes in each line. The number of nodes and the calculation time are compared using the same boundary conditions and focusing mainly on the LOC vertical structure. To force a gradual meshing of the geometry, we add complementary lines to the geometry as shown in Figure Rather than use the automatic meshing process, each layer is meshed using different boundary conditions. Hence, COMSOL Multiphysics ® requires performing a regular meshing in each layer and to use a progressive increase of meshing elements in the C-mount heat sink.

Figure III- 11 :

 11 Figure III-11: Geometrical model used for thermo-electrical simulations of the transversal cross-section. The blue lines are used to set the boundary conditions during the meshing process. In these lines, it is possible to set the total number of intersection points used in the meshing.

Figure III- 12 :Figure III- 13 :

 1213 Figure Zoom of the complementary lines used within the LD. These lines allow dividing the substrate layer that has a higher thickness (150µm) than the other layers (0,5µm) and force a gradual meshing.

Figure III- 14 :Figure III- 15 :

 1415 Figure III-14: Enlarged view of the LD-CuW heat spreader interface.

Figure III- 16 :Figure III- 17 :

 1617 Figure Meshing of the overall device with triangle elements (transversal cross-section). The number of elements is lower compared to the previous meshing using square elements and so the number of nodes is consequently reduced resulting in a lower time of computations.

Figure III- 18 :

 18 Figure III-18: Meshing of the overall device with triangle elements (longitudinal cross-section).

  Figure III-19(a) compares the junction temperature (𝑇 𝐽 ) deduced from thermo-electrical simulations and the one from experiments showing a maximal difference of 5% over the bias current range.

Figure III- 19 :

 19 Figure III-19:(a) Comparison between experimental and simulated junction temperature versus the bias current for a 4mm cavity length DFB structure mounted on a C-mount heat sink. (b) Relative error between experimental and simulated results. This accordance between simulated and experimental junction temperature has been achieved modifying the QW resistivity.

  view. For such a study, we choose to use the same vertical structure (LOC), with the same depth of the etching (0,7𝜇𝑚) and the same cavity length (4mm). The same methodology can be easily extended to either the two other vertical structures (SLOC and AOC) or different cavity lengths.

Figure III- 20 :

 20 Figure III-20: 3D view of the "double trench" and the "single ridge" designs.

Figure III- 21

 21 Figure III-21 plots the comparison between the junction temperature of the QW extracted from [Eq. III-21] and predicted by FEM simulations on the two designs. The experimental values of junction temperature refer to 𝑅 𝑡ℎ = 1𝐾/𝑊 and 𝑇 𝐻𝑆 = 293,15 𝐾 . Figure III-21 clearly shows that the variations of the simulated junction temperature versus bias current for the "single ridge" and

Figure III- 21 :

 21 Figure Comparison between experimental and predicted junction temperature for the two designs (single and double trench).

Figure III- 22

 22 Figure shows the current density distribution into the LD vertical structure distribution for a 4 mm LOC LD under a bias current of 8A and by the well-known electro-thermal analogy, we can clearly assume that the heat generation is in the central ridge. As the current density distribution in the device is mostly concentrated in the central ridge, it is obvious that the heating sources are also concentrated in the same region. Because of that, the areas outside the central ridge are slightly concerned by the heat transfer.

Figure III- 22 :

 22 Figure III-22: Density current distribution for a 4 mm LOC LD under a bias current of 8A.

Figure III- 24

 24 Figure III-24 plots the simulation results of the current density variations in the QW as a function of the grooves etching depth for a 4mm cavity length LOC structure. These simulations have been done considering a bias current equal to 8A. A change in the etching depth of the grooves significantly affects the confinement of the current density in the central ridge. Higher is the depth and stronger will be this confinement.

Figure III- 24 :

 24 Figure Variations of current density in the QW as function of the grooves etching depth for a 4mm cavity length LOC structure. The knee point (red circle) corresponds to the limit of the cladding layer thickness. The AlGaAs layer is highly doped, compared to the optical confinement layer (GaInAsP).

Figure III- 23 :

 23 Figure III-23: Generic cross-section view of the LD (not mounted on the CuW submount) with the etched grooves(depth not at the scale)

Figure III- 25

 25 Figure III-25 plots variations of the predicted junction temperature as a function of the bias current of the 4mm cavity length LOC structure mounted on the C-mount heat sink. For a comparison with experimental junction temperature extracted from [Eq. III-21], variations are also plotted for the particular etching depth of 1,3µm.

Figure III- 25

 25 Figure III-25: (a) Comparison between simulated and experimental junction temperature variations in the QW versus bias current for a 4mm cavity length DFB-based LOC structure and the particular etching depth of 1,3µm. (b) Simulation results for different depths of etching grooves.

Figure III- 26

 26 Figure III-26: a) Comparison between simulated and experimental junction temperature variations in the QW versus bias current for a 4mm cavity length F-P-based LOC structure and the particular etching depth of 1,3µm. (b) Simulation results for different depths of etching grooves.

Figure III- 27 :

 27 Figure III-27: Longitudinal cross-section of the LD mounted on the C-mount heat sink. The cross-section is assumed to cut the geometry of the model in the middle of the LD.

  Figure III-28 plots the temperature distribution within the overall structure composed of a 4mm cavity length DFB LOC LD mounted on a C-mount heat sink, under a bias current of 4A. At the emission facet, the temperature is the same than the ones predicted by simulations considering the transversal section.

  "Chapter II -Effects of a Non-Injected-Mirror (NIM) window", we have presented the interest of a NIM window from an optical point of view that allows to decrease the surface recombination heating process by reducing the electrical pumping on a short zone just above the front facet. With the transversal cross-section simulations, it is possible to analyse the current density flow in the LD. Hence, we have investigated on the impact of the NIM length allowing to decrease the current density in the vicinity of the front facet surface as far as possible. Based on a literature review, two lengths have been considered: 30 and 50µm. Figure III-28 shows the thermal profile of the DFB LOC LD with 4mm cavity length on a C-mount heatsink. At the emission facet, the blue arrow, the temperature is the same as the simulation of transversal section. Figure III-29 shows the cross-section view of the LD without the NIM-(a) and with the NIM-(b). The last view is given to see the detailed structure-(c).

Figure III- 28 :

 28 Figure III-28: Temperature distribution along the longitudinal axis of a 4 mm LOC-based LD under a bias current of 4A (longitudinal cross-section).

Figure III- 29 :

 29 Figure III-29: Cross-section view of a LD without (a) and with the NIM (b). The noticeable difference lies in the presence of the oxide (grey layer) instead of the GaAs contact layer (orange layer). A detailed view of the NIM structure and length is drawn in (c).

Figure III- 30 and

 30 Figure III-30 and Figure III-31 present the results of relevant thermo-electrical simulations alongthe longitudinal cross-section for two NIM lengths on a SLOC vertical structure under a bias current equal to 8A. We choose to use such a high value of bias current in order to investigate on the magnitude of current density at the front facet. One can remind that such a structure has the higher distance between the QW and the p-side GaAs contact layer compared to the two other vertical ones. Higher thickness means larger spreading in the LD vertical structure and for this reason, the results can be extended to the other structures that have a lower thickness between the QW and the p-side GaAs.

Figure III- 30 :

 30 Figure III-30: Effect of a 30µm length NIM window on the current density distribution within a 4mm cavity length DFB SLOC structure (longitudinal cross-section) under a bias current of 8A.

Figure III- 31 :

 31 Figure III-31: Effect of a 50µm length NIM window on the current density distribution for a 4mm cavity length DFB SLOC structure (longitudinal cross-section) under a bias current of 8A.

Figure IV- 1

 1 summarizes the different thermal resistance values reached since 2008 by different research groups, for high power 975nm LDs considering only the LOC and SLOC vertical architectures. Using the well-known technique of measurement of 𝑅 𝑡ℎ previously described, we measured DFB-LDs of 4mm cavity length mounted epi p-side down on a CuW submount and over a C-mount 4.1.1 Principle of measurement The measurement of 𝑅 𝑡ℎ is based on the well-established technique consisting on the estimation of the central wavelength drift versus both temperature, Δ𝜆 ΔT , (at constant bias current) and bias current, Δ𝜆 ΔP

Figure IV- 2 :

 2 Figure Optical spectra of a 975nm DFB high-power LD measured at different temperatures and under a bias current of 5A. With these images, it is possible to clearly understand that not only the F-P but also the DFB spectrum is intrinsically multimode.

Figure IV- 3

 3 shows a picture of the LIV setup used for the Rth measurement.

Figure IV- 3 :

 3 Figure IV-3: Schematics of the L-I-V setup already described in Chapter II. The thermistor is located near the rear of the C-mount heatsink.

  Figure IV-4(b). Such a calibration step must be done for each device under test.

Figure IV- 4 :

 4 Figure IV-4: Determination procedure of the "K factor" for each LD under test.

Figure IV- 6

 6 Figure IV-6 provides the scheme of the dedicated mechanical interface for the location of the laser diode and the thermal characterization of the LD mounted on a C-mount heatsink and fixed on the hot plate of the T3STER©. A specific procedure is used to ensure repeatability and reproducibility of measurement [31]-[33].

Figure IV- 6 :

 6 Figure IV-6: Dedicated mechanical interface for the thermal characterization of the LD mounted on the C-mount heatsink and fixed on the hot plate of the T3STER©.The hot plate of the T3STER© is not visible in this figure.

Figure IV- 8 :

 8 Figure IV-8: Standard deviation extraction for three tightening torques.

Figure IV- 5 ,

 5 one can extrapolate the overall thermal resistance of the whole micro assembled device for each cavity length. Figure IV-9 shows a crosssection of a LD mounted on a heatsink and the heat spreading into the micro assembled device.

Figure IV- 9 :

 9 Figure IV-9: Geometrical representation of the heat path spreading effect in a stack formed by three layers with different areas.

3 ,

 3 it is possible to plot the predicted cumulative structure functions calculated from the theory previously detailed (Figure IV-10).

Figure IV- 10 :Figure

 10 Figure IV-10: Theoretical cumulative structure functions calculated from 1D and spreading contributions of each part of the micro assembled device for different cavity lengths of a high-power DFB LD.

Figure IV- 11 :

 11 Figure IV-11: Experimental cumulative structure functions measured with the T3STER© equipment according to the optimized protocol for different cavity lengths of DFB LDs. The numbers refer to the interfaces as reported in Figure IV-6.

[

  

  a SLOC, LOC and AOC is almost the same. The difference between the values of Rth for different vertical structures lies in the second decimal. Because of that, we choose to not show the experimental cumulative structure functions measured for the LOC and AOC structures. Table IV-5 shows a comparison of the thermal resistance values obtained via T3STER© for the three vertical structures (4mm cavity length) including two DFB LDs (LOC and SLOC) and one F-P LD (AOC). The values of Rth for the LD chip only are very close because the T3STER© cannot discriminate the different layers composing the vertical structure of the chip.

  Figure IV-12 plots cumulative structure functions achieved under a drive current and a transient cooling duration of 500mA and 800s respectively for two submount materials. Particularly, we demonstrate the benefit of the DCD material since a reduction of 22% is reached for the whole thermal resistance.

Figure IV- 12 :

 12 Figure IV-12: Comparison of experimental cumulative structures functions measured with the T3STER© according the optimized protocol for two submount materials of a 4mm cavity length high-power DFB laser diode (ON/OFF regime 500mA-800s).

Figure IV- 13

 13 Figure IV-13 gives the L-I and WPE curves at 20°C in order to compare the benefit carried out by DCD for three devices based on 4mm cavity length: two F-P LDs mounted on CuW and DCD submount and a DFB LD mounted on CuW submount. From this figure, the enhancement carried out by the DCD submount is somewhat more moderated than anticipated particularly with F-P devices. The substantial gain on WPE of a few % with DCD is obtained at 3A instead of 3,15A

  Figure IV-13: CW L-I and WPE curves at 20°C of 4mm cavity length LDs (F-P and DFB) mounted on CuW and DCD submounts.

  given in the next sections "Chapter IV -Modelling and boundary conditions" and "Chapter IV -Results of 3D thermo-electro-mechanical simulations". Moreover, we have experimentally investigated on the longitudinal cross-section of failed LDs using Destructive Physical Analysis (DPA). Such a technique requires a specific preparation of the device under test. The LD mounted on a C-mount heatsink is immersed into a bowl with resin. When the resin is dry, it is possible to proceed to the erosion via abrasion. This technique enables to erode part of the LD mounted on C-mount heatsink and allows to analyze the longitudinal section in the middle of the waveguide as shown in Figure IV-14(a). Two COD-like failed SLOC LDs of 4mm were analyzed with such a technique and Figure IV-14(b) gives a SEM view showing the different interfaces.

Figure IV- 14 :

 14 Figure IV-14: (a) Section used for the DPA. (b) SEM cross-section view of the LD mounted onto the CuW submount obtained after the polishing process.

Figure IV- 15 .

 15 In order to reduce the mechanical stress between the front and the rear facet, a new mechanical placement of the LD is proposed and used for the mounting process as shown in Figure IV-15. The temperature and pressure profile used during the soldering process remains the same for the standard configuration and the new one, but the new location of the LD permits to better balance the thermal path as well as the thermomechanical stress distribution along its longitudinal axis compared with the previous one.

Figure IV- 15 :

 15 Figure IV-15: Standard and new mechanical mounting configurations used for the soldering process of the LDs onto the CuW submount and the C-mount heat sink.

Figure IV- 16 :Figure IV- 17 :

 1617 Figure IV-16: SEM views of the front facet of two LD soldered with standard (left) and new mechanical mounting configurations (right).

Figure IV- 19 Figure IV- 18 :

 1918 Figure IV-19 shows the simulated structure of the LD mounted onto the heatsink.

Figure

  Figure IV-19: Simulated geometry considering a 4mm cavity length LD and the heatsink.

Figure IV- 20 :

 20 Figure IV-20: Different views of the LD mounted onto the C-mount heatsink.

  Figure IV-21.

Figure IV- 21 :

 21 Figure IV-21: Meshing of the simulated geometry based on triangle elements.

  Figure IV-22 shows the simulation results. The zero of the x-axis represents the front facet while the 4mm stands for the rear facet. One can conclude on the large asymmetry of the Von-Mises stress predicted by FEM simulations along the longitudinal axis of the LD. The highest stress is clearly located at the level of the front facet (up to 4MPa) while reaching 1,5MPa at the rear facet.

Figure IV- 22 :

 22 Figure IV-22: Predicted Von Mises stress along the GaAs substrate for a 4mm LD and considering the standard mechanical mounting configuration.

  (destructive) has been used allowing to extract the COD threshold in pulsed current regime. Each analysis brings results on different parts of the micro assembled LD. The µPL and PCS measurements can quantify the mechanical stresses induced by the soldering process while the TR-PL technique investigates the potential defects related to the recombination centres at the front facet. Finally, the pulse COD measurement can give relevant information when vertical structure designs, thermal management and mounting quality are compared. Different vertical structures (SLOC, AOC), different facet coatings (90% with 3 layers of SiO2/TiO2 and 95% with 4 layers of SiO2/TiO2) and different mechanical mounting configurations (Standard and New) have been investigated. All the LDs under investigation are mounted onto a CuW submount on top of a C-mount heatsink.

4. 3 . 3 Figure IV- 23 :

 3323 Figure IV-23: Dedicated setup implemented for µPL measurements.

  measurement have been realized as shown in Figure IV-25. One measurement is along the front facet (x-axis with green arrows) while the other one is done along the longitudinal side (y-axis with blue arrows). Both measurements have a precision step of 1µm. The longitudinal µPL is measured to characterize the mechanical stress distribution along the cavity from the front facet to the rear one.

Figure IV- 25 :Figure IV- 24 : 9 :

 25249 Figure IV-25: Location of areas used for µPL measurements. The green arrows represent the front facet region while the blue arrows show the longitudinal region.

Figure IV- 26

 26 Figure IV-26 compares the transversal (x axis) µPL results for the AOC vertical structure with the standard and the new mechanical mounting configurations. The three curves represent the gradual changes of the strain in the GaAs substrate associated with the n-side, center and p-side scanning lines. The orange curve represents the front facet waveguide structure with the grooves and the central ridge emissive area as previously presented in Figure IV-24.

Figure IV- 26 :

 26 Figure IV-26: Front facet spatially-resolved µPL measurements for two AOC-based LDs (4mm cavity length) mounted with (a) standard and (b) new mechanical mounting configurations.

Figure IV- 27

 27 Figure IV-27 plots on a same graph, the spatially-resolved µPL measurements at the level of the front facet performed on AOC-based LDs mounted with the two configurations (standard-C0578 and new-C0598).

Figure IV- 27 :

 27 Figure IV-27: Comparison of spatially-resolved µPL measurements at the level of the front facet performed on the two mounting configurations (standard-C0578 and new-CO598) for two AOC-based LDs.

Figure IV- 28

 28 Figure IV-28 gives the results obtained from the spatially-resolved µPL measurements at the level of the front facet performed on the two mounting configurations for two SLOC-based structures. The standard one shows a compression state on the p-side waveguide while a tension state on the n-side. The negative peak (black arrow in Figure IV-28) observed in the standard soldering could be the signature of a defect along the front facet. With an optical microscope, the front facet was investigated and nothing unusual was observed. It seems that the new mounting configuration allows to reduce the difference between the compression state and the tension state from the n-side region to the p-side region. In Figure IV-29, it is possible to compare the overall results for the two devices on a same graph. For the SLOC vertical structure, the standard mechanical mounting process shows a more uniform strain compared with the new mounting process that is drastically different from the previous results obtained with AOC-based LDs.

Figure IV- 28 :

 28 Figure IV-28: Front facet spatially-resolved µPL measurements for two SLOC-based LDs (4mm cavity length) mounted with (a) standard and (b) new configurations.

Figure IV- 30 :

 30 Figure IV-30 : Comparison of longitudinal spatially-resolved µPL measurements performed on the whole mounting configurations (standard-C0542, CO578 and new-CO596, CO598) for the two vertical structures (AOC and SLOC).

  The band-structure parameters, such as the band gap and effective mass, are dependent on both temperature and pressure. It is well-established that increasing the hydrostatic pressure (p [GPa])

predicted and plotted in Figure IV- 31 Figure IV- 31 :

 3131 Figure Predicted stress from the µPL measurements along the cavity length using [Eq IV-9 for (a) and [Eq IV-8 for (b).

Figure IV- 22 (

 22 predicted Von-Mises stress) obtained from 3D thermo-electro-mechanical simulations. The vertical structure used in these simulations is considered as an approximation of the real structure since in order to obtain reasonable computation times, the vertical structure has been modelled only by the GaAs substrate. This may explain the different values for the resulting stress amplitude between experiments and simulations. However, thermo-electro-mechanical simulations confirmed the longitudinal µPL experiments and particularly the overall variations of the stress along the cavity.

Figure IV- 32

 32 Figure shows the dedicated setup implemented for PCS measurements. The Bruker optics IFS 66V/S is a Fourier Transform Infrared Spectrometer having a wavenumber ranging from 7500 to 370 cm -1 with a resolution equal to 0,25cm -1 .

Figure IV- 32 :

 32 Figure IV-32: Dedicated setup implemented for PCS measurements. The "Illumination light" lights up the front facet of the LD that generates the photocurrent. This last is measured with the "Bruker Optics IFS 66V/S" that is a Fourier Transform Infrared Instrument Technology.

Figure IV- 33

 33 Figure IV-33 shows an example of PCS spectrum achieved from a SLOC-based structure LD (4mm cavity length). The three blue dashed arrows represent the main emission wavelengths of the LD. The first and second transitions are related to the photon absorption at the barriers of the QW and the GaAsInP quaternary layer respectively. These two transitions have quite the same photocurrent level. The third transition corresponds to the QW emission wavelength.

Figure IV- 33 :

 33 Figure IV-33: Example of PCS measurement achieved from a SLOC-based structure LD (4mm cavity length).

  Photocurrent (a.u.)

Figure IV- 34

 34 Figure shows the photocurrent spectra for the two mechanical mounting configurations for wavelengths ranging from 600 to 1200nm. The difference in the magnitude of the signals in Figure IV-34(a), mainly lies in the optical alignment since each device under test may be subjected to a different alignment and the magnitude of the measured spectra can differ from a LD to another.

Figure IV- 34

 34 Figure IV-34(b) plots the first derivative of the spectra in the same range of wavelengths whileFigure IV-34(c) gives an enlargement of the photocurrent variations around 980nm in the QW region. One can clearly see the shift of the minimum of the photocurrent between standard and new mechanical mounting configurations for both SLOC and AOC structures. For the SLOC structure, the difference in the QW absorption wavelength (minimum of the photocurrent) between the two mounting configurations is equal to 2,6nm while for the AOC structure, the same difference is largely reduced to 0,4nm.

Figure IV- 34 :

 34 Figure IV-34: (a) PCS measurements for the 4 LDs considering the two vertical structures and the two mounting configurations. (b) First derivative of the measurements. (c) Enlargement of the emission peak of the QW emission.
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 35 Extraction of COD threshold in pulsed current conditions a. Principle and setup descriptionThe COD phenomenon represents one of the most important example of degradation process in high-power LDs and it becomes of relevance when we aim to reach high levels of output power (> 10W in CW regime). Generally, the COD starts at the emission facet or within the active region (emissive waveguide) where the temperature and the optical power density are the highest and is strongly related to the level of residual stress in particular due to the mounting process. Pulse COD measurements have been performed in order to avoid self-heating and acceleration of the device aging. Of course, such a technique is considered as destructive since the COD failure is an irreversible process.The setup is described in Figure A dedicated supply provides a current pulsed magnitude in the range of 0-60 A and a width of 2, 3 and 4 µs with a repetition rate of 1Hz. The optical response of the LD is measured through a photodiode connected to a resistor and an oscilloscope monitors the produced voltage along this resistor. This signal is used to determine when the LD does not emit light anymore. A CCD camera gets some images of the spontaneous emission along the cavity length (longitudinal axis of the LD). The pulsed current generator triggers bot the CCD camera and the oscilloscope.

Figure IV- 35 :

 35 Figure IV-35: Dedicated setup implemented for pulsed COD measurements.

Figure IV- 36

 36 Figure IV-36 shows the sequence of bias current pulses as a function of time. A duration of 50s has been set between two pulses corresponding to the time necessary to charge the capacitors necessary for pulses generation.

Figure IV- 37

 37 Figure gives the result of a pulsed COD measurement, it is almost representative of all the measurements done for the LDs. Two images of the emitted spontaneous emission can be extracted:

Figure IV- 37 ,Figure IV- 36 :

 3736 Figure Example of sequence of bias current pulses applied to the LDs. After each increment pulse (blue), a reference measurement is done (red). This reference measurement is used to demonstrate that a COD occurs due to the considered pulse and not due to the others applied before.

Figure IV- 37 :

 37 Figure IV-37: Example of spontaneous emission cartography in pulsed current conditions along the longitudinal axisof the LD. On the left, the incremental pulses image and on the right the reference pulses one. The colour code represents the spontaneous emission amplitude related to an arbitrary unit.

  With these experiments, the key issue is to identify the location of the COD in the region of the front facet. Using an optical microscope, we have demonstrated that the COD happens recurrently on the left side of the LD (close to the groove) and sometimes, on the right side (also close to the groove) whatever the considered vertical structure as shown in Figure 

Figure IV- 38 :

 38 Figure IV-38: Location of the COD in the region of the front facet.

Figure IV- 39

 39 Figure IV-39 shows an example of the front facet before and after COD pulsed measurements. All the LDs under test present the same signature of COD.

Figure IV- 39 :

 39 Figure IV-39: Front facet optical view of a LD before and after the pulsed current measurements. The COD is located on the left side (see grey square).

  to measure the PL transient as shown in Figure IV-40. For a detailed description of the setup, more data are available in [44]. The blue square of Figure IV-40 represents the excitation source that is typically a laser source. The excitation wavelength goes from UV to IR and the repetition rate is 80 MHz (representing 12 ns between each pulse). The pulse duration is 80 fs and the excitation spot is  ~100 µm. Neutral density filters are typically placed between the laser source and the free-space optics, required for an adjustment of the laser power. The mode-locked laser reaches the sub ps-range. In the red square of Figure IV-40, a monochromator is used to separate the fluorescence signal from the excitation light. The streak camera detects and collects the fluorescence signal while the data are thenprocessed with a dedicated computer[44].

Figure IV- 40 :

 40 Figure IV-40: Dedicated setup implemented for TRPL experiments already reported in[44].

  two mechanical configurations used to mount the LD onto the C-mount heatsink have been considered and their efficiency was compared. The standard configuration has been compared with the new one; this last consisting in a different placement of the chip.Stress distribution analysis as well as Catastrophic optical damage (COD) threshold determination has been achieved and discussed on LDs with different vertical structures (mainly SLOC and AOC) using four dedicated techniques (microphotoluminescence, photocurrent spectroscopy, timeresolved photoluminescence and high current pulsed measurements) in collaboration with the Max-Born-Institut in Berlin.First, time-dependent 3D thermo-electro-mechanical simulations (FEM) have been performed to reproduce the standard mechanical mounting configuration of the LD onto the C-mount heatsink taking into account experimental data of temperature and pressure profile and to analyze the stress distribution on the front facet (transversal section) as well as along the cavity length (longitudinal section). For the standard configuration currently used at III-V lab, the front facet of the LD is located at the exact edge of the submount that leads to an assymetric configuration from a thermomechanical point of view. In order to reduce the mechanical stress between the front and the rear facet, a new mechanical placement of the LD has been proposed and used for the mounting process with the same soldering conditions. The new location of the LD aims to better balance the thermal path as well as the thermomechanical stress distribution along its longitudinal axis compared with the previous one.Because of the meshing complexity in particular due to the multiple thin epitaxial layers, a simplified structure has been considered to model the LD. The structure is composed of 150µm thick GaAs substrate with an oxide layer (SiO2) used to delimit the central ridge and 4µm thick AuSn layer. These simulations particularly focused on the mechanical stress induced by the soldering. One can conclude on the large asymmetry of the Von-Mises stress predicted by FEM simulations along the longitudinal axis of the LD. The highest stress is clearly located at the level of the front facet (up to 4MPa) while reaching 1,5MPa at the rear facet.Secondly, measurements have been performed using the four previous techniques on a batch of LDs considering two vertical structures, different facet coatings, nitrogen time and the previous mechanical mounting configurations (standard and new). The main highlights are the following:

A

  last section was devoted to electrical and optical characterizations based on the measurement of the L-I-V curves in pulsed and CW regimes enabling to extract the external and internal parameters for each vertical structure and compared with simulation results. After the development of dedicated test benches, our characterizations have also addressed the extraction of WPE, far field and vertical divergence playing a significant role in the coupling efficiency during the beam collimation as well as the spectral properties. The experimental external parameters of the three structures have been compared with the literature showing state-of-the-art results. Calculation of internal parameters via pulsed L-I measurements allowed us to compare experimental and simulated values of optical parameters as well as the series resistance. Finally, measurements of the optical spectrum for a DFB LD validate simulation results.

Figure 1 :

 1 Figure 1: Predicted variations of the heat capacity versus temperature for GaAs (at constant pressure).

Figure 2 :

 2 Figure 2: Predicted temperature dependence of thermal conductivity for GaAs.

Figure 3 :

 3 Figure 3: Variations of electron mobility versus temperature for relatively pure n-type III-V alloys [3].

  photocourant, photoluminescence résolue dans le temps et mesures pulsées sous incrément de courant en collaboration avec le Max Born Institut (Berlin).
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	Layer	Material	Thickness [𝝁𝒎]
	Substrate	𝐺𝑎𝐴𝑠	150
	Cladding	𝐼𝑛 1-𝑥 𝐺𝑎 𝑥 𝑃	1
	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	0,65
	2 QWs	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠	0,007
	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	0,65
	Cladding	𝐼𝑛 1-𝑥 𝐺𝑎 𝑥 𝑃	1
	Contact	𝐺𝑎𝐴𝑠	0,13

1 shows the typical vertical Al-free structure developed by D. Botez et al. from the Reed Center.

Table I -
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1: Vertical structure of the Al-free F-P LD developed by the Reed Center

  -5).

	Layer	Material	Thickness [𝝁𝒎]
	Substrate	𝐺𝑎𝐴𝑠	100
	Cladding	𝐴𝑙 1-𝑥 𝐺𝑎 𝑥 𝐴𝑠	1,5
	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	0,55
	QW	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠	0,0085
	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	0,55
	Grating	𝐼𝑛 1-𝑥 𝐺𝑎 𝑥 𝑃	0,01
	Cladding	𝐴𝑙 1-𝑥 𝐺𝑎 𝑥 𝐴𝑠	1,5
	Contact	𝐺𝑎𝐴𝑠	0,2

Table I -
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5: Vertical structure of the DFB LD developed by III-V lab.
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6: Main characteristics of the high-power LDs developed by the different research centers and companies.

This PhD study takes part of a large project, funded

  by the French ministry of defense (DGA),

	namely "LAFIP SOMUST" (Laser à

Fibre Pulsé à base de SOurce semi-conductrice Multimode STabilisée en longueur d'onde). The main goal of this project is to develop a pulsed fiber laser Er/Yb at 1,55µm through an active collaboration between:

  . The level 𝐸 3 is a short-lived level and the ions jump down to the level marked 𝐸 2 after a time lasting less than a microsecond. The lifetime of level 𝐸 2 is much larger and is about 12 ms. Hence, ions brought to the level 𝐸 2 stay there for a long time. Thus, by pumping hard enough, the population of ions in the level 𝐸 2 can be larger than the population of ions in the level 𝐸 1 and achieve a population inversion between the levels 𝐸 1 and 𝐸 2 . In such a situation, if a light beam at

	 The KEOPSYS company in charge of the integration of the pump source in the laser fiber
	at 1,55𝜇𝑚.
	Optical amplification technique by EDFA (Erbium-doped fiber amplifier) is based on the process
	of stimulated emission. Figure I-22 shows the three lowest-lying energy levels of the Erbium ion
	in a silica matrix. A pump laser at 975 nm, excites the Erbium ions from the ground state to the
	level marked 𝐸 3 a frequency 𝜈 0 =	(𝐸 2 -𝐸 1 )
	 Thales Research and Technology (TRT),
	 The III-V lab for the development of the pump source,

Output power at 1,55µm Figure

  I-24: General architecture of an Er/Yb fiber laser. The pumping LD is combined with a DFB laser seed into the Er/Yb fiber in order to obtain the highest output optical power at 1,55µm.

	reduced and consequently can avoid non-linear effects in the fiber. The fiber laser must operate
	without thermal regulation but a high level of WPE (> 60%) is mandatory and a spectral stability is
	required for the pump source.
	(a) These requirements must be fully covered with a LD pump source including DFB grating and the (b)
	expected specifications are the following:
	 Optical power: > 10𝑊
	 Reliability: >10 years
	 Emission wavelength: 975𝑛𝑚
	 Wall Plug Efficiency: > 60%
	 Spectral wavelength stabilized: < 0,07𝑛𝑚/𝐾
	 Spectral width at half height: Δ𝜆 < 1𝑛𝑚

With this PhD study, we clearly aim to bring a step-forward in the realization of Al-free high-power LDs operating in a DFB mode and capable to reach at least 10W in CW regime with a Wall-Plug Efficiency (WPE) higher than 50%.

  chapter has introduced the general context, the motivation and the objectives of this

	PhD study. Firstly, a brief state-of-the-art of infrared LD technologies has been given and in
	particular the different vertical structures reported by the major research and industrial leaders in
	the field. The objective was to emphasize on the advantages bringing by the III-V lab technology
	regarding the other competitors. Indeed, most of the published works referred to high-power LDs
	with Al-based compounds composing the optical cavity. With this technology, reliability remains
	an issue since a faster aging process of the device has been observed due to Al oxidation. From
	literature, only the FBH has demonstrated reliable high-power LDs with a grating layer. The Reed
	Center has reported on performances obtained from LDs using Al-free structures but no data have
	been reported in grating layer implementation.
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2: Main technological parameters of the overall LOC structure (doping level of each layer is a confidential information).

  Table II-3 summarizes the main technological parameters of the whole structure.

	Layer	Material	Doping	Thickness [𝝁𝒎]
	Substrate	𝐺𝑎𝐴𝑠	Confidential information	150
	Cladding	𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠	Confidential information	2,8
	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	Confidential information	1,25
	QW	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠	Confidential information	0,009
	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	Confidential information	0,75
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3: Main technological parameters of the overall SLOC structure (doping level of each layer is a confidential information).

  Table II-4 summarizes the main technological parameters of the whole structure.

	Layer	Material	Doping	Thickness [𝝁𝒎]
	Substrate	𝐺𝑎𝐴𝑠	Confidential information	150
	Cladding	𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠	Confidential information	2,8
	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	Confidential information	0,9
	QW	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠	Confidential information	0,009
	Barrier	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	Confidential information	0,012
	QW	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠	Confidential information	0,009
	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	Confidential information	0,1
	Cladding	𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠	Confidential information	0,4
	Cladding	𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠	Confidential information	1,1
	Contact	𝐺𝑎𝐴𝑠	Confidential information	0,18
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4: Main technological parameters of the overall AOC structure (doping level of each layer is a confidential information).

  The extracted values of the divergence for the fast (𝜃 𝑉 ) and the slow axis (𝜃 𝑉 ) at FWHM are given in table 

	Vertical structure	𝜽 𝑽 [°]	𝜽 𝑯 [°]
	LOC	31	6,1
	SLOC	18	6,1
	AOC	30	6,1

Table II -

 II 6: Predicted fast ( 𝜃 𝑉 ) and slow (𝜃 𝐻 ) axis divergence for the three vertical structures.

  -7 summarizes the different values of the coupling factor reported in literature since the first developments of DFB structures in high-power LD in 2006.

	Years	Research	Length	Order of the	𝜿𝑳	𝜿
		Center	[mm]	grating		[𝒄𝒎 -𝟏 ]
	2006	FBH	1.5	2 nd	0,3	2
	2006	FBH	3	2 nd	0,6	2
	2010	FBH	3	2 nd	0,9	3
	2011	FBH	3	2 nd	0,15	9
	2012	FBH	3	2 nd	0,18-0,3	0,6-1
	2014	III-V lab	3	1 st	1,4	4,66
	2014	III-V lab	3	2 nd	0,7	2,33
	2016	III-V lab	4	2 nd	1,3	3,25
	2016	III-V lab	4	2 nd	0,92	2,31
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7: Variations of the coupling factor for different technologies reported in literature since 2006 extracted from

Table II -

 II 8 summarizes the different values of NIM reported in literature.
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8: NIM specifications reported in literature since 2003 extracted from

  -9 summarizes the main optical performances for each vertical structure based on a 4mm cavity length LD.

	Structure	𝑹 𝒔	𝚪	Coupling	𝜽 𝒗	𝒌 • 𝑳	𝜶 𝒊
		[𝒎𝛀]	[%]	efficiency	[°]		[𝒄𝒎 -𝟏 ]
	LOC	25	1,2	80%	31	1,3	0,35
	SLOC	36	0,7	87%	18	0,93	0,29
	AOC	10	2,2	---	30	---	0,58
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9: Comparison of the main electro-optical performances for each vertical structure (4mm cavity length).

Table II -

 II 11: HR/AR facet coatings considered for this study (courtesy of III-V lab).
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12: Mechanical and thermal properties of the main materials constituting the microassembled device

  -13 summarizes the typical values of external parameters for the three vertical structures (4mm cavity length).

	Vertical	Max WPE	𝑰 𝒕𝒉	𝑹 𝒔	Max 𝜼 𝑬	Max 𝜼 𝒕𝒉𝒎𝒂𝒙 (𝑰)
	structure	[%]	[A]	[𝐦𝛀]	[W/A]	[%]
	LOC	52 @ 3,2A	0,9A	20,3	0,93	98 @ 10A
	SLOC	55 @ 4A	0,55A	32,4	0,95	94 @ 9A
	AOC	55 @ 8A	0,65A	16,5	0,93	90 @ 11,5A

Table II -
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13

: External parameters obtained for each structure (4mm cavity length).

  1/L and through a linear regression, we can extrapolate the parameters Γg 0 (modal gain) and the 𝑗 𝑡𝑟 (current density transparency) by using the data of Figure The results are also given in Table 

		1,5					SLOC LOC
							AOC
		1,4				
	1/n D	1,3				
		1,2				
		1,1				
		0,15	0,20	0,25	0,30	0,35	0,40
					L (cm)	
	LD Structure	𝜼 𝒊	𝜶 𝒊 [𝒄𝒎 -𝟏 ]	𝑱 𝒕𝒓 [𝑨 • 𝒄𝒎 -𝟐 ]	𝚪𝑮 𝟎 [𝒄𝒎 -𝟏 ]
	F-P LOC		0,92	0,62	73,6		9,76
	F-P SLOC		0,91	0,6	82,5		13,90
	F-P AOC		0,9	0,64	153		13,42

Figure II-28: Plot of current transparency density versus LD cavity length for extrapolation of internal parameters

considering the three structures.
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15: 

Internal parameters extracted for each vertical structure.

  𝐽 𝑡𝑟 represents the optical gain threshold. It is sensitive to material quality such as defects, traps and non-radiative recombination sources and a low value of 𝐽 𝑡𝑟 is better. The low values of transparency current are in good agreement with the obtained results for the LOC and SLOC vertical structures. The AOC vertical structure has a double QW, hence the 𝐽 𝑡𝑟 is almost twice compared to the previous ones.
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16: 

Comparison between predicted and experimental values of 𝛩 𝑣 for each vertical structure.

Table II -

 II 17 compares the simulated effective index and the experimental value. The experimental results confirm the good results obtained from optical simulations since a relative error lower than 0,04% is achieved.

		Simulation 𝜂 𝑒𝑓𝑓	Experimental 𝜂 𝑒𝑓𝑓	Relative Error
	LOC	3,3839	3,3807	0,025%
	SLOC	3,3906	3,3754	0,041%

Table II -

 II 17: Effective index for two different vertical structures (we remind that no DFB grating was realized with the AOC structure).

Table II -

 II 18 summarized the main experimental electro-optical performances of each vertical structure (4mm cavity length) considering mainly the maximal WPE, the COD threshold, the vertical divergence and the internal losses.

	Vertical structure WPE max [%]	𝐽 𝐶𝑂𝐷 [A/cm 2 ]	𝜃 𝑣 [°] 𝛼 𝑖 [𝑐𝑚 -1 ]
	F-P LOC	52	8,5 • 10 2	31	0,35
	F-P SLOC	55	10 • 10 3	18	0,29
	F-P AOC	55	7,14 • 10 2	30	0,58

Table II -

 II 

18: Main electro-optical performances for each vertical structure (4mm cavity length).

  𝑇 𝜂 , 𝑇 𝛼 , 𝑇 𝑔 𝑇 𝑡𝑟 .

		Input	Extracted parameters
	X-axis	Y-axis	Slope
	𝑇 𝐻𝑆	ln[𝑗 𝑡𝑟 ]	𝑇 𝑡𝑟
	𝑇 𝐻𝑆	ln[𝛼 𝑖 ]	𝑇 𝛼
	𝑇 𝐻𝑆	-ln[𝜂 𝑖 ]	𝑇 𝜂
	𝑇 𝐻𝑆	-ln[𝑔 0 ]	𝑇 𝑔
	Table III-2: General extraction methodology for the determination of the intrinsic optical parameters derived from
		pulsed L-I-V curves measurement.

-2 summarizes the different mathematical techniques to extract:

Table III -
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	Cavity	T0	T1	Ith	Jtr	Γg0	Tη Tα Ttr Tg0	λ	αm
	length			[A]	[A/cm 2 ]	[cm -1 ]		[µm]	[cm -1 ]
	[mm]								
	4	110 220	0,6		9			5,8
	3	115 230 0,35	88	14	631 407 98 1000 0,975	7,8
	2	120 235 0,28		16			11,7

3 

gives the complete set of extracted parameters and used in this model n°3 as a function of the cavity length.

Table III -
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3: Set of data used to calculate the L-I curve considering the third model.

  𝐼 stands for the bias current applied at the LD, 𝑅 𝑠 represents the series resistance and 𝑉 𝑡ℎ is the For a semiconductor out of equilibrium (i.e. in the presence of an applied bias), the quasi-Fermi level represents the electron and hole concentrations at a non-equilibrium state. The term 𝑉 𝐹 represents the energy difference corresponding to the lasing transition:This value is assumed to be constant for each laser structure.𝑃 𝑠𝑡𝑖𝑚 represents the power occurring by the stimulated emission while 𝑃 𝑜𝑢𝑡 stands for the optical power measured at the AR facet. Based on experimental extrapolation of internal parameters and according to [Eq., it is possible to calculate each heating contribution for each cavity length and vertical structure. Therefore, as reported in TableIII-4, we give the external parameters for LDs for each vertical structure with different cavity lengths but considering the same facet reflectivity and mounting process. The values of 𝐼 𝑡ℎ can be calculated as follows:

		𝜆[𝜇𝑚] =	ℎ𝑐 ℎ𝜈	=	1,24 ℎ𝜈(𝑒𝑉)	→ 𝑉 𝐹 (𝑒𝑉) =	1,24 𝜆	[Eq. III-18]
			𝐼 𝑡ℎ = 𝑁 • 𝐽 𝑡𝑟 • 𝑤 • 𝐿 • exp (	𝛼 𝑖 + 𝛼 𝑚 Γ𝑔 0	)
	Structure	Cavity length [mm]	Ith [A]		Rs [mΩ]	Vth [V]		ƞi	𝚪𝒈 𝟎 [𝒄𝒎 -𝟏 ]	𝐉 𝐭𝐫 [𝑨 • 𝒄𝒎 -𝟐 ]	𝜶 𝒊 [𝒄𝒎 -𝟏 ]
	LOC	2 3	0,288 0,346		55 40	1,32 2 𝑅 𝑠 → 𝐽𝑜𝑢𝑙𝑒 ℎ𝑒𝑎𝑡𝑖𝑛𝑔 0,92 1,30	9,76	73,6	0,62
		4	𝑃 ℎ𝑗 = 𝐼(𝑉 𝑡ℎ -𝑉 𝐹 ) → 𝑇ℎ𝑜𝑚𝑠𝑜𝑛 ℎ𝑒𝑎𝑡𝑖𝑛𝑔 0423 26,5 1,29
	SLOC	2 𝑃 𝑐𝑎𝑟𝑟𝑖𝑒𝑟_𝑙𝑒𝑎𝑘𝑎𝑔𝑒 = 𝑃 𝑐_𝑙 = 𝐼𝑉 𝐹 (1 -𝜂 𝑖 ) 0,244 70 1,41 3 0,316 60 1,38	0,91	13,9	82,5	0,6
		4	0,5	→ 𝐸𝑙𝑒𝑐𝑡𝑟𝑜𝑛 -ℎ𝑜𝑙𝑒 𝑟𝑒𝑐𝑜𝑚𝑏𝑖𝑛𝑎𝑡𝑖𝑜𝑛 ℎ𝑒𝑎𝑡𝑖𝑛𝑔 38 1,37
		𝑃 𝑏𝑒𝑙𝑜𝑤_𝑡ℎ𝑟𝑒𝑠ℎ𝑜𝑙𝑑 = 𝑃 𝑏_𝑡ℎ = 𝐼 𝑡ℎ 𝑉 𝐹 𝜂 𝑖 2 0,51 30 1,344		[Eq. III-17]
	AOC	3 4	0,9 → 𝐴𝑢𝑔𝑒𝑟 𝑎𝑛𝑑 𝑆ℎ𝑜𝑐𝑘𝑙𝑒𝑦 -𝑅𝑒𝑎𝑑 -𝐻𝑎𝑙𝑙 ℎ𝑒𝑎𝑡𝑖𝑛𝑔 13,42 153 0,645 21 1,319 0,85 16 1,31	0,64
	𝑃 𝑎𝑏𝑠𝑜𝑟𝑝𝑡𝑖𝑜𝑛+𝑠𝑐𝑎𝑡𝑡𝑒𝑟𝑖𝑛𝑔 = 𝑃 𝑎𝑏𝑠+𝑠𝑐𝑎𝑡 = 𝑃 𝑠𝑡𝑖𝑚 -𝑃 𝑜𝑢𝑡 = 𝑉 𝐹 (𝐼 -𝐼 𝑡ℎ )𝜂 𝑖 Table III-4: Main electro-optical parameters corresponding to the three vertical structures and calculated for each
			→ 𝐴𝑏𝑠𝑜𝑟𝑝𝑡𝑖𝑜𝑛 𝑎𝑛𝑑 𝑠𝑐𝑎𝑡𝑡𝑒𝑟𝑖𝑛𝑔 ℎ𝑒𝑎𝑡𝑖𝑛𝑔 cavity length.

built-in voltage (or threshold voltage). Here, it is assumed that the built-in voltage does not change as a function of the cavity length since from our experiments, 𝑉 𝑡ℎ changes are respective to the second decimal for LDs with the same vertical structure and with different cavity lengths (2/3/4 mm).

[Eq.

 

where w, 𝐿 and N correspond to the width, length and number of QWs respectively. The terms 𝐽 𝑡𝑟 , 𝛼 𝑖 , 𝛼 𝑚 and Γ𝑔 0 are described in "Chapter II-Electrical and optical characterizations". The theoretical values of 𝑅 𝑠 are calculated from [Eq-II-5] and 𝑉 𝑡ℎ is extracted from I-V curves.
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Table III

 III 

	-5: Calculated and experimental heat source and dissipated power for a 4mm length laser LOC structure
	versus bias current.

Table III -
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6: Material properties used in our thermo-electrical models.

Table III -

 III  summarizes the difference between real and simulated LOC structure. In red, we highlight the main differences.

	Layer	Material	Real thickness	Simulated thickness
	Transversal cross-section view Substrate 𝐺𝑎𝐴𝑠	[𝝁𝒎] 150	[𝝁𝒎] 150
	Cladding	𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠	1,5	1,5
	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	0,6	0,6
	QW	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠	0,009	0,01
	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	0,6	0,6
	Spacer	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝑃	0,1	0,1
	DFB grating	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	0,05	0,1
	Spacer Longitudinal cross-section view 𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝑃 Cladding 𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠	0,1 1,5	0,1 1,5
	Contact	𝐺𝑎𝐴𝑠	0,18	0,2
	Metal	Au	0,4	0,4
	Soldering	AuSn	4	4
		10𝜇𝑚		

7: Differences between the real and the simulated thicknesses used in our models for a DFB LOC LD. The F-P laser has the same structure but without spacer and DFB grating.

  -5, the heat sources are applied into the volume of the optical cavity without considering the Joule heating (since this last is simulated for each material) as shows in Table 

	Current	Pdiss_theory	Heat sources_Theory	Heat sources_No Joule heating
	[A]	[W]	[W/m 3 ]	[W/m 3 ]
	1	0,96	2,42·10 12	2,09·10 12
	2	1,45	3,66·10 12	3,35·10 12
	3	2,02	5,09·10 12	4,71·10 12
	4	2,66	6,72·10 12	6,20·10 12
	5	3,39	8,55·10 12	7,81·10 12
	6			
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Table III -

 III 

8: Calculated dissipated power and heat sources versus bias current for a 4mm length laser LOC structure.

Table IV -

 IV 1: Minimum and maximum values of Rth obtained for the three vertical structures (LOC, SLOC and AOC).

Table IV -

 IV 3 summarizes the calculated values. For that, only the GaAs substrate is considered because the other layers are too thin to bring some significant changes detected by the T3STER©.

		Cth	Rth
		[J.s/K]	[K/W]
	GaAs 2mm cavity length	1,91 10 -4	3,90
	GaAs 3mm cavity length	2,86 10 -4	2,60
	GaAs 4mm cavity length	3,81 10 -4	1,95
	AuSn	1,49 10 -5	0,063
	CuW submount 2mm cavity length LD	4,59 10 -3	0,535
	CuW submount 3mm cavity length LD	6,83 10 -3	0,356
	CuW submount 4mm cavity length LD	9,07 10 -3	0,267
	Copper heatsink 2mm cavity length LD	3 10 -1	0,861
	Copper heatsink 3mm cavity length LD	2,98 10 -1	0,574
	Copper heatsink 4mm cavity length LD	2,97 10 -1	0,430

Table IV -

 IV 

3: Calculated values of thermal resistance and thermal capacity for each main part of a micro assembled LD.

Rth of the LD chip [K/W] Rth of the whole micro assembled device [K/W]

  Table IV-4. Experimental and calculated values are in very good agreement for short lengths (< 12%) but the error increases up to 28% for the highest length since the thermal resistance decreases.

		Cavity length		
		[mm]		
	Experimental	2	3,4	6,4
	Experimental	3	2,9	5,5
	Experimental	4	1,4	2,85
	Calculated	2	3,9	5,5
	Calculated	3	2,6	3,9
	Calculated	4	1,95	2,7

Table IV -

 IV 4: Experimental and theoretical Rth versus cavity length for the SLOC DFB LD vertical structure.

Table IV -

 IV 

5: Experimental Rth for the three vertical structures (4mm cavity length).

Table IV -

 IV 6 : Comparison of typical thermal resistance values obtained via T3STER© and optical spectrum measurements for SLOC-based LDs versus cavity length.

Table IV -

 IV 7: Optical performances of 4mm cavity length high power F-P and DFB laser diodes versus submount material.

Table IV -

 IV Table IV-8 summarizes the LDs technological characteristics used for these investigations.The last column of this table refers to the nitrogen time, representing the atmosphere used between the cleaving step and the coating of facets. This last allows the passivation of the facets and avoid the oxidation of the layers with Al elements as already described in "Chapter II -Properties of the facets coating". 8: Technological characteristics of the LDs used for non-destructive and destructive experiments.

	Vertical	Number	AR	HR	Mechanical mounting	Nitrogen
	structure	of devices	[%]	[%]	configuration	time (min)
	SLOC	2	1x	3x	Standard	1,5
	SLOC	2	1x	3x	Standard	9
	SLOC	2	1x	3x	New	9
	SLOC	2	1x	4x	Standard	1,5
	AOC	3	1x	3x	Standard	1,5
	AOC	3	1x	3x	Standard	9
	AOC	3	1x	3x	New	1,5
	AOC	1	1x	3x	New	9

Table IV -

 IV 10: Details of the AOC and SLOC vertical structures.c. Front facet spatially-resolved µPL measurementsThe µPL measurement strongly depends on the alignment of the optics and because of that, we cannot strictly compare the absolute values obtained from the different devices under test. The

		AOC vertical structure		SLOC vertical structure
	Layer	Material	Thickness	Layer	Material	Thickness
			[𝝁𝒎]			[𝝁𝒎]
	Substrate	𝐺𝑎𝐴𝑠	150	Substrate	𝐺𝑎𝐴𝑠	150
	Cladding	𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠	2,8	Cladding	𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠	2,8
	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	0,9	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	1,25
	QW	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠	0,009	QW	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠	0,009
	Barrier	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	0,012	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	1,25
	QW	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠	0,009	Cladding	𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠	1,1
	LOC	𝐺𝑎 𝑥 𝐼𝑛 1-𝑥 𝐴𝑠 𝑦 𝑃 1-𝑦	0,1	Contact	𝐺𝑎𝐴𝑠	0,18
	Cladding	𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠	0,4			
	Cladding	𝐴𝑙 𝑥 𝐺𝑎 1-𝑥 𝐴𝑠	1,1			
	Contact	𝐺𝑎𝐴𝑠	0,18			

  Table IV-11.

	Vertical	Mounting	Coating
	structure	configuration	
	SLOC	Standard	HR95%-AR1%
	SLOC	New	HR95%-AR1%
	AOC	Standard	HR95%-AR1%
	AOC	New	HR95%-AR1%

Table IV -

 IV 

11: Characteristics of the LDs used for PCS experiments.

  Table IV-12 summarizes the QW spectral absorption for the four LDs under measurement.

	Device under test	Mounting	Min wavelength
		configuration	[nm]
	SLOC-C0544	Standard	975,80
	SLOC-C0596	New	978,38
	AOC-C0578	Standard	981,15
	AOC-C0598	New	981,52

Table IV -

 IV 

														Standard	mechanical	mounting
		10 0							0,4				SLOC-C0544
	Photocurrent (a.u.)	10 -4 10 -3 10 -2 10 -1	Standard mechanical mounting SLOC-C0544 AOC-C0578		(a.u.) Photocurrent	0,2 -0,2 0,0				New	AOC-C0578 mechanical mounting SLOC-C0596 AOC-C0598
			New mechanical mounting								
		10 -5	SLOC-C0596								
			AOC-C0598					-0,4			
		600 10 -6	700	800	900 1000 1100 1200	700	750	800	850	900	950	1000	1050	1100
				 (nm)										(nm)
					0,00								
					-0,05								
				Photocurrent (a.u.)	-0,20 -0,15 -0,10			Standard SLOC-C0544 mechanical AOC-C0578	mounting
					-0,25								
								New	mechanical	mounting
										SLOC-C0596	
					-0,30								
										AOC-C0598	
					-0,35								
					960	970	980	990	1000	1010	1020
								(nm)					

12: QW spectral absorption for SLOC and AOC LDs with standard and new mechanical mounting configurations.

  Table IV-13 and Table IV-14.

	Current [A]	20 30 40 50	0,000 8,925 17,85 26,78 Nitrogen C0543 -SLOC -Standard mounting Incremental pulses (a) Vertical structure Mounting configuration time 35,70 44,63 53,55 62,48 SLOC Standard 1,5 min 71,40 80,33 89,25 98,18 107,1 116,0 125,0 133,9 142,8 151,7 160,7 169,6 178,5 SLOC Standard 1,5 min SLOC Standard 1,5 min SLOC Standard 1,5 min	Current [A]	50 HR 3x 20 30 40 3x 4x 4x	C0543 -SLOC -Standard mounting Reference pulses (b) COD AR threshold current (A) 1x 53,3 1x 53,9 1x 59,5 1x 58,3	0,2200 0,5530 0,8860 1,219 1,552 1,885 2,218 2,551 2,884 3,217 3,550 3,883 4,216 4,549 4,882 5,215 5,548 5,881 6,214 6,547 6,880
		10		SLOC			New	1,5 min		10 3x		1x	42
				SLOC			New	1,5 min		4x		1x	62
			0,0	0,5	1,0	1,5	2,0	2,5 <ICOD> = 54,8A and COD = 7,1A 3,0 3,5 4,0 0,0 0,5	1,0	1,5	2,0	2,5	3,0	3,5	4,0
						z position [mm]						z position [mm]

Table IV -

 IV 13: Technological characteristics of SLOC-based LDs and extracted COD threshold currents versus the mounting configuration and the HR coatings.

Table IV -

 IV 14 summarizes the AOC LDs population used for the COD measurement.

	Vertical structure	Mounting configuration	Nitrogen time	HR	AR	COD threshold current (A)
	AOC	Standard	9 min	3x	1x	60,8
	AOC	Standard	1,5 min	3x	1x	52
	AOC	New	1,5 min	3x	1x	58,9
	AOC	New	1,5 min	3x	1x	53,9
	AOC	New	9 min	3x	1x	60,1
	AOC	New	1,5 min	3x	1x	61,4
		<ICOD> = 57,85A and COD = 3,9A		

Table IV -

 IV 14: Technological characteristics of AOC-based LDs and extracted COD threshold currents versus the mounting configuration and the HR coatings.

Table IV -

 IV 

	LD structure	Mechanical mounting configuration	COD (A)	Location of the COD spot
	SLOC	Standard	53,3	Left and right grooves
	SLOC	Standard	53,9	Left groove
	SLOC	Standard	59,5	Right groove
	SLOC	Standard	58,3	Left groove
	SLOC	New	42	Right groove
	SLOC	New	62	Left groove
	AOC	Standard	52	Left groove
	AOC	Standard	60,8	Left groove
	AOC	New	58,9	Left groove
	AOC	New	53,9	Right groove
	AOC	New	60,1	Left groove
	AOC	New	61,4 A (3µs duration)	Left groove

15 

summarizes the results of the COD threshold and the location of the COD spots for all the LDs under test. The last AOC-based LD was tested with a pulse duration of 3µs because the LD reaches the maximum available current delivered by the supply (60A) with a 2µs pulse duration.

Table IV -

 IV 

15: 

Results of COD pulsed measurements giving the location of the COD spots.

Table IV -

 IV 16 gives a comparison between the maximal COD threshold obtained in pulse conditions for the two vertical structures and the two mounting configurations.

	LD structure Mounting configuration	Maximal COD threshold in pulsed conditions [A]
	SLOC	Standard	59,5 (2µs)
	SLOC	New	62 (2µs)
	AOC	Standard	60,8 (2µs)
	AOC	New	61,4 (3µs)

Table IV -

 IV 

16

: Maximal COD threshold obtained in pulsed conditions for the two vertical structures and the two mounting configurations.

Table 1 :

 1 • 𝛼 𝐴 + 𝑥 • 𝛼 𝐵 [Eq. 14]Table1summarizes the parameter values for the alloys used in each vertical structure of the LDs: Parameter values for the calculation of the thermal conductivity and the bowing factor.

		K300 [𝑊/𝑚 • 𝐾]	𝛼	Ck[𝑊/𝑚 • 𝐾]
	AlGaAs	12,91	-1,28	3,3
	GaInAsP	4,61	-1,41	3,0
	GaInAs	12,17	-1,11	1,4

  1 𝜇 𝑐-𝑝ℎ + 1 𝜇 𝑐-𝐶 → 𝜇 = 𝜇 𝑐-𝑝ℎ • 𝜇 𝑐-𝐶 𝜇 𝑐-𝑝ℎ + 𝜇 𝑐-𝐶 = 𝐴 𝑝ℎ 𝐴 𝐶 𝑇 𝛼 𝐶 𝑇 𝛼 𝑝ℎ 𝐴 𝐶 𝑇 𝛼 𝐶 + 𝐴 𝑝ℎ 𝑇 𝛼 𝑝ℎ [Eq. 21]

Remerciements

heatsink. The methodology used in this study is described hereafter and we obtained values of 𝑅 𝑡ℎ among the best currently given in literature.

Figure IV-1: Reported values of thermal resistance for high power 975nm

LDs in literature since 2008 [7]- [8]- [11]- [12]- [14]- [15]- [16]- [17]- [18]- [19]- [20]- [10]- [21]- [22]- [23]- [24].

From Figure IV-1, it is obvious that an estimation of the thermal resistance is somewhat difficult.

Indeed, all the thermal resistance measurements are performed with the well-known technique based on the optical spectrum and the values during the years did not change drastically and do not show a real trend. Moreover, based on this measurement technique, the extraction of the thermal resistance remains an issue particularly due to the intrinsically multimodal nature of the optical spectrum.

In addition, research teams began to investigate on new ways for optimization of the thermal management. In order to reduce elevated facet temperatures, unpumped window has been implemented near the facet as presented in the previous chapter. The more the LD reaches its limits (in terms of optical power beam dimension or divergence), the more the studies pay attention on the package as well as the bonding quality of the LD [25]. Since 2009, the scientific community in the field focuses on laser bars as reported in [26]- [27] but there are still many studies to do in the field of high power Laser diodes operating near of 980nm, as shown in a recent published book [28].

state-of-the-art. In comparison, a 4mm F-P laser device demonstrates a slightly lower thermal resistance near of 2,5K/W. The interest to use diamond-copper composite (DCD) as novel thermocompensator submount has been also investigated and compared with CuW.

A second part has studied surface mounting effects of a high-power LD by solder joint that represents a critical step since it has been already demonstrated that the soldering process induces residual mechanical stress and strain, in particular due to TCE mismatch between the different materials and their temperature-dependent thermomechanical behaviour. 

APPENDIXES

Annex n°1

Starting from the rate equation as given in [3]:

where e is the elementary charge, d is the active layer thickness, G(n) is the amplification rate due to stimulated emission, S is the photon density, 𝜏 𝑛 and 𝜏 𝑝ℎ are the carrier (electron and hole) lifetime, β sp represents the spontaneous emission coupling factor and n is the carrier concentration.

In steady state, below and at threshold, it is considered that S=0 and hence from [Eq. 1], one can write:

From this equation, one can evaluate the carrier concentration at the optical threshold. Below the optical threshold, the β sp ≪ 1 and so from [Eq. 1], one can write:

where Γ 𝑎 is the optical confinement factor and 𝑔 0 is the differential gain coefficient.

From [Eq. 3]:

The carrier concentration depends on cavity length, facet reflectivity and refractive index. The carrier concentration is clamped to the value obtained at the optical threshold.

Annex n°2

The photon flux density is given by:

where 𝐼 𝑜𝑝𝑡 is the intensity of optical wave, ℏ is the Planck constant and 𝜔 the angular frequency.

𝐼 𝑜𝑝𝑡 is given by:

with 𝜖 𝑜𝑝𝑡 represents the optical dielectric constant.

From [7], one can estimate the 𝜖 𝑜𝑝𝑡 , 𝜖 0 is the vacuum permittivity ( 

Annex n°3

Thermal resistivity

The thermal resistivity of each layer into the LD vertical structure is calculated on the basis of Sadao

Adachi works [4] and [1], using two different equations regarding ternary (A-B-C) and quaternary alloys (A-B-C-D):

Density, heat capacity at constant pressure, relative permittivity and electron/hole mobility depend on the mole fraction x and y, as reported by IOFFE and S. Adachi works [4] and [3]: where each coefficient (from 𝐶 1 to 𝐶 14 ) is assumed to be constant.

The electron conductivity is calculated based on the following equation:

Generally, all physical parameters are temperature dependent. In our study, we focused our simulations in a specific range of temperature (300K-400K) and we have assumed two different points:

 Variations of the physical properties in the temperature range are low enough to consider that the material properties are constant.

 Variations of the physical properties are strong in the temperature range and so, we must consider the temperature dependence of the material properties.

Heat capacity

The heat capacity at constant pressure (𝐶 𝑝 ) is given by:

where Δ𝑄 and Δ𝑇 are the heat source and the corresponding change in temperature respectively.

For III-V compounds, the temperature dependence can be expressed as follows [4]:

where 𝑐 1 , 𝑐 2 and 𝑐 3 represent constant values different for each semiconductor compound. Figure 1 shows the dependence of the heat capacity 𝐶 𝑝 versus temperature for the GaAs based on calculations using [Eq. 11]. The LD junction temperature, even at high levels of bias current, will never reach 600K. Here, one can see that the heat capacity at constant pressure does not change dramatically (7%) in the range of 300-600K. Hence, a constant value for heat capacity of all materials has been introduced in our COMSOL Multiphysics® simulated model.

Carriers mobility and electrical resistivity

From Ohm's law, it is possible to express the current density in a semi-conductor [8]:

where E is the applied field and the 𝜈 𝑑𝑟 represents the drift velocity of the free carriers.

The Ohm's law derives from the experimental observation that the current density depends linearly on the applied electric field. The electron, or hole, mobility is the proportional constant introduced in order to maintain the linear dependence. where The 𝜏 𝑐 and 𝑚 * stand for the average scattering time and the effective mass. Combining [Eq. 16] with [Eq. 17], it is possible to write:

From [Eq. 18] it is evident that carrier mobility depends on the effective mass and the mean free time. This last is determined by the various scattering mechanisms [9]. The principal scattering mechanisms are lattice scattering and impurities. The lattice scattering is the ratio between the scattering length and the average thermal velocity of the carrier, 𝜈 𝑡ℎ . The radius of the atom vibration increases with temperature and the probability of collisions increases. Consequently, the phonon mobility decreases with temperature.

Because the semiconductors are regularly doped, the introduced impurity (ionized particles) repel or attract electrons or hole in the vicinity, changing consequently the direction of their motion. This From [Eq. 9], we can predict the temperature dependence of the electrical conductivity, reminding that the electrical resistivity is given by 𝜌 = 1/𝜎.

Then, it is possible to calculate the temperature dependence for all the layers of each vertical structure and, as example; Figure 4 plots the calculated temperature dependence for the N-doped GaAs material. The thermal dependence of each parameter, previously described, was estimated for each layer of the LD vertical structure and these values have been used for our FEM simulations.