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hemicellulose-based networks, crosslinked by means of Diels-Alder chemistry. Hemicellulose was first converted into a thermoplastic material via ring-opening graft polymerization of caprolactone to enhance the material processability. The grafting of PCL onto the hemicellulose was confirmed by 1 H-NMR by the presence of protons signals that correspond to PCL side chains and PCL substituted XylP protons. Hemicellulose grafted PCL showed an improved thermoplastic characteristic in comparison with pure hemicellulose as evidenced by a high tendency toward film formation and Tg reduction from 144.3°C (pure hemicellulose) to 84.1°C (HCgPCL, DP4.26). The thermoplastic hemicellulose (hemicellulose-grafted-poly(caprolactone) was functionalized with different amounts of furan rings and allowed to react with bismaleimide through Diels-Alder reaction. The temperature dependent reversibility of the designed networks was evaluated by solubility and rheological assessments. The creep-recovery tests were applied to the designed networks at two different temperatures; (80°C) and (150°C), respectively. At low temperature (80°C) the samples exhibited a complete recovery due to the solid viscoelastic behavior of the crosslinked materials; however, at higher temperature (150°C) the tested specimens lost part of their elastic behavior and were converted to a liquid viscoelastic materials in response to the decrosslinking as induced by the opening of the DA adduct at such high temperature. Also, temperature-sweep tests indicated that the temperature at which the networks disassemble varies based on the amount of the furan moieties in the initial copolymer and can range between 108.6 and 127.6°C. The designed networks display promising molecular and synthetic features for the production of high-performance temperature-responsive polymers from renewable resources.

Finally, the worldwide potential demand for replacing petroleum-derived raw materials by renewable resources in the production of valuable biodegradable polymeric materials is significant from both social and environmental viewpoints fuel and will predominate in the coming periods.

The increased use of renewable materials is considered as one of the key issues of sustainable development. Carbohydrates are renewable materials that are readily biodegradable and tend to degrade in biologically active environments. Hemicelluloses (HC) are one of the most common polysaccharides next to cellulose and chitin, representing about 20-35% of lignocellulosic biomass, and have not yet found broad industrial applications as does cellulose. Hemicellulose is a hetero-polysaccharide and a green substitute for petroleum based polyols and is a non-food-based substitute for starch polyols. The aims of this project are to develop an optimized strategy for the extraction of hemicellulose and the use of the extracted hemicellulose in value-added biomaterials.

The extraction of hemicellulose would have great potential to supply raw materials for the new bio-economy.

In this research, we have used the alkaline method to extract long chain hemicellulose from switchgrass (SWG) and bleached pulp (B-HWP). The hemicellulose extracted by aqueous NaOH solutions (3-17% NaOHaq) from B-HWP was relatively pure with near 0% lignin and 90% xylose content, whereas the partially delignified SWG hemicellulose contained about 3-6% lignin on a weight basis and 72-82% xylose, depending on the NaOH concentration during extraction. A maximum molecular weight of SWG hemicellulose of 64,300 g/mol was achieved for the 10% NaOH solution extraction. The residual lignin showed was associated with a reduction in the system Tg. For instance, the Tg of pure hemicellulose is significantly reduced from 147°C to 132°C with 4.8% lignin.

The techno-economical feasibility of building a commercial biorefinery for the production of hemicellulose using bleached pulp as a starting raw material was examined. Our preliminary results showed that the designed refinery requires 101 tons/day bleached pulp, 268 tons/day acetic acid, and 37 tons/day makeup ethanol to produce 88 tons/day dissolving pulp, 10 tons/day hemicellulose, and 376 tons/day sodium acetate. The capital investment was was indicated to be U$ 184.6 million. The operations involved with the sodium acetate contributes costs of $ 52.8 million, which represents about 28.6% of the total investment. However, the cost of the production of hemicellulose is $10.4, which represents 5.6% of the total investment. Our results revealed that this technology is not well suited for large scale up and other process alternatives should be developed.

To expand its applications to the field of stimuli-responsive hydrogels, coating and adhesives, polymer networks, as well as drug-delivery systems, hemicellulose was functionalized by introducing reactive groups onto its main chain. A hemicellulose based water resistant gel for coating applications has been synthesized. The hemicellulose crosslinked with 5-10% ammonium zirconium carbonate (AZC) shows promising potential for coating applications and may be an important higher valued product. We have reported that the loading stress required to break a hemicellulose-based adhesive connection between two paper surfaces was 0.89, 2.02, 2.75, 3.46, and 3.11 (MPa) for 2, 4, 6, 8 and 10% AZC samples, indicating that up to about 8% AZC crosslinker in the hemicellulose increases the adhesive strength behavior of the material.

In addition, hydrogels were formed from the macromolecules: starch, hemicellulose, and lignin using reactive extrusion in the presence of citric acid with and without SHP catalyst. The water uptake of the hydrogels was determined for a pH range from 4 to 9 and a temperature of 37°C, similar to physiological conditions. The swelling behavior of the designed hydrogels is dependent on the pH of the surrounding environment. Hydrogels swelling degree increased at high pH values.

Equilibrium swelling of the hydrogels was as high as 1400% at pH 9. This is due to electrostatic repulsion generated by the ionized citric acid moieties grafted to the polymer. This repulsion results in a very loose structure capable of absorbing relatively high amounts of the fluid from the external environment.

The interest in stimuli-responsive natural polymers has entirely expanded in this century as a way to eliminate discarded plastic and polymer wastes. We have prepared thermally reversible L'utilisation de matériaux renouvelables est considérée comme l'un des points clés du développement durable. Les glucides sont facilement biodégradables et ont tendance à se dégrader dans les environnements biologiquement actifs. L'hémicellulose (HC) est l'un des polysaccharides les plus courants, représentant environ 20 à 35% de la biomasse lignocellulosique, et n'a pas encore trouvé sa place dans de larges applications industrielles comme la cellulose. L'hémicellulose est un hétéro-polysaccharide. C'est aussi un substitut vert pour les polyols issus du pétrole ainsi qu'un substitut non alimentaire des polyols d'amidon. Les objectifs de ce projet sont le développement d'une stratégie optimisée pour l'extraction de l'hémicellulose et l'utilisation de l'hémicellulose dans les biomatériaux à valeur ajoutée. L'extraction de l'hémicellulose aurait un grand potentiel pour fournir des matières premières à la nouvelle bio-économie. Pour étendre ses applications au domaine porteur des hydrogels, comme aux revêtements et adhésifs sensibles aux stimuli, des réseaux de polymères ou des systèmes de relargage de médicaments, les propriétés de l'hémicellulose ont été modifiées en introduisant des groupes réactifs sur sa chaîne principale avant de mettre au point les matériaux souhaités. Enfin, le potentiel de remplacement des matières premières dérivées du pétrole par des ressources renouvelables pour la production de précieux matériaux polymères biodégradables est important du point de vue social et environnemental.. 
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General Introduction: A Brief Summary of the Doctoral Dissertation Currently, there is a very strong interest to replace synthetic polymers with natural polymers for applications that interact with humans or the environment. This is based on human health, environmental impacts at end of life, the use of renewable resources, and for national security. The advancement in the scope of sustainable biomaterials is an essential step to solve echological and economic issues currently impacting present and future generations. Hemicelluloses (HC) are arguably the second most abundant polysaccharides after cellulose, representing about 20-35% of lignocellulosic biomass, and have not yet incorporated in a broad industrial applications.

Chapter one of this dissertation is a bibliographic research devoted to the methods used to extract hemicellulose, the structural properties of hemicellulose, and the use of hemicellulose in valueadded biomaterials. In fact, hemicelluloses, due to their hydrophilic and physical crosslinked (Hbonds) nature, may tend to be overlooked as a component in water-resistant product applications.

However, their domains of use can be greatly expanded by chemical derivatization. Research in which hydrophobic and processable derivatives of hemicellulose are used with to prepare films and composites are considered in this chapter. Isolation methods that have been used to separate hemicellulose from biomass are also reviewed. In addition, the most useful pathways to alter the hemicelluloses into hydrophobic and processable material are reviewed. In this way, the derivatization can increase the applications of themicelluloses. Several applications of these materials are discussed The extraction of hemicellulose would have great potential to supply raw materials for the new bio-economy. We have recently conducted an optimized hemicellulose extraction technology from different starting materials as discussed in Chapter two. In this strategy, the starting raw materials were subjected to an alkaline treatment for both delignification and hemicellulose extraction. This strategy was adopted to extract high molecular weight polymeric hemicellulose. In addition, the technical and economical analysis for this extraction process was examined to provide a preliminary results about the feasibility of commercial biorefinery for the production of hemicellulose using bleached pulp as a starting raw material.

To expand its applications to the field of stimuli-responsive hydrogels, coating and adhesives, polymer networks, as well as drug-delivery systems, the properties of hemicellulose were modified by introducing reactive groups onto its main chain. Hemicellulose based materials were prepared and characterized for their suitable application. In Chapter three, we have synthesized a water resistant gel for coating applications. The natural polymer hemicellulose crosslinked with ammonium zirconium carbonate shows a promising potential for coating applications and maybe an important higher valued byproduct for the coating industries.

Recently, we have incorporated the reactive extrusion as a green technology for the synthesis of pH-sensitive gel materials from natural polymers for the potential use as drug delivery vectors. This novel technology is presented in Chapter four of this dissertation. The designed hydrogels were formed using citric acid (CA) as a non-toxic cross-linker. The gels showed a strong swelling ability dependent on the pH. The sensitivity of the hydrogels to pH can be rationalized to the ability of the carboxyl groups of CAs to ionize with increased pH forming a loose structure as caused by the electrostatic repulsion of the ionized CA. This repulsion results in the formation of a very loose structure capable of absorbing a relatively high amounts of the fluid from the surrounding medium.

In Chapter five, we have conducted a synthetic method for the conversion of hemicellulose into a thermoplastic material. This method embrace ring opening graft polymerization of the cyclic εcaprolactone (CL) onto the hemicellulose backbone. The various characterization analysis of the structure, physicochemical and mechanical properties of the copolymers revealed a successful grafting. The grafted materials exhibited interesting "thermoplastic features" as evidence in the reduction in the glass transition temperature sand the ability to form a continuous film compered to the unmodified hemicellulose. These materials showed great tendency to degrade under aerobic conditions, enhancing their use in bioplastic industry.

In our group, we have recently synthesized a stimuli-responsive hemicellulose based thermoreversible polymeric gels by means of Diels-Alder (DA) chemistry as discussed in Chapter six.

This study was conducted to enable in-depth understanding of the various molecular and synthetic routs for the production of high-performance temperature-responsive polymers from renewable resources. Thermomechanical analysei and rheology measurements were used to authenticate the thermoreversible properties of the manufactured gels.

To sum, the global impending demand for substituting fossil fuel based materials by sustainable resources for the design of valuable eco-friendly polymeric materials is important from both public and ecological viewpoints and will dominate in the coming decades. Our results in all the investigation areas presented here shed light on vital features of the use of hemicellulose in sustainable and renewable biomaterials, representing a step forward towards the expansion of value-added biomaterials that might solve future economical and ecological problems. 

Bioeconomy: Research and Innovation

Fossil materials and energy resources such as petroleum, gas, and coal are the major reason for heating up the global climate. They are the main reason of several challenges including; climate change, food security, health, and energy security. Securing the universe from these challenges require new economic sectors that depend preferably on the use of renewable and sustainable resources for materials and energy production. Bio-based economy or "bioeconomy" is a strategy adopted to reduce the environmental hazards the world is facing already today [1]. It is envisioned that this strategy will deal with other problems related to food security, health, industrial restructuring, and energy security. In general, the term "bioeconomy" represent a part of the economic cycle that inspire the use of sustainable bio-resources from land and sea (biomass), including crops, wood, fish, and microorganisms to design and produce bio-based materials and energy (Figure 1) [2].

The goal of the low-emissions-bioeconomy is more innovative and deal with merging the need for renewable agriculture and the sustainable use of biological resources for industrial practices, while ensuring biodiversity and ecological security. The bioeconomic policy depends on several crucial factors that embrace the evolution of new technologies, developing new markets, and competitiveness with petroleum-based economy [2]. The transition towards a larger and more advanced bioeconomy will influence many aspects of the economy, society in general, and the environment. To achieve this transition, the European Commission has arranged a strategy to shift the European economy towards a superior and more sustainable consumption of renewable resources [3]. The National Renewable Energy Action Plans (NREAPs), suggested that the European Union (EU's) electricity production from renwable resourses will increase from 90 TWh in 2006 to around 230 TWh in 2020 [4].

In addition, according to the U.S. Department of Agriculture (USDA), the bio-based products already contribute $369 billion to the U.S. economy each year and employment of four million workers [5]. Also, it has been envisioned that the bioeconomic contribution for the production of chemicals and materials will increase from 30 billion pounds or 12% of the current production of target United States chemical commodities in 2010, to 45 billion pounds (18%) in 2020, and 62.5 billion pounds (25%) in 2030 [6].

Figure 1. Schematic overview of the bioeconomic policy. Towards economically competitive and sustainable solutions to global challenges. Reproduced from [7].

The awareness about bio-based economy have attracted the governments and industries in the globe. For instance, the topic of bioeconomy have gained significant interest over the last several years as indicated by the steadily increasing number of publications and citations on the topic (Figure 2).

The concept of bioeconomy comprise several scientific disciplines. In fact, it is likely possible to differentiate between three ultimate visions of what a bioeconomy constitute. These visions based on the scientific contribution and the significance of bioeconomy studies in the fields of natural and engineering science [1]. These visions are:

a. The bio-technology vision highlights the significance of bio-technology studies and its commercialization in the different economic sectors.

b. The bio-resource vision explores the importance of the research and advancements in the conversion of biological raw materials in sectors such as agriculture, marine, forestry, and bioenergy, as well as on the development of innovative value chains.

c. The bio-ecology vision investigates the influence of ecological routes to tune the use of energy and nutrients, allow biodiversity, and evade monocultures and soil degradation. Finally, it is anticipated that the overall success of the bioeconomic approaches require a substantial support that involve the proposition of new policies and financial tools to be investigated for allowing and facilitating the investments by industrial sponsors in this sector.

Biomass resources and biorefinery approach

Bioeconomy concept depends on the availabiliy of the biomass. A biomass is all plants and plant derivatives that has already played an important role in the production of biofuel and biobased products. Several reports have predicted an increase in the future dependence on biomass for the production of energy, chemicals, and bio-based materials. For example, in 1992, the Renewable Intensive Global Energy Scenario (RIGES) suggested that, by 2050, biomass could supply approximately half of the world's energy needs [8]. In its Bioenergy for Heat and Power

Technology roadmap in 2012, the International Energy Agency (IEA) has indicated that the potential utilization levels of biomass for energy by 2050 could be in the range of 100 to 300 EJ per year, compared to 50 EJ in 2012 [9].

In addition, with expanding concerns about ecological conservation and waste management, naturally occurring renewable materials such as carbohydrates, proteins, and others have become well known in the production of biobased products. The expression 'biobased products' refers to a diverse class of products including: biofuels (biodiesel and bioethanol), bio-energy (heat and electricity), and biobased chemicals and materials (succinic acid, polylactic acid, formic acid, fatty acid derivatives, and others) that can be produced by a biorefinery [10]. According to IEA Bioenergy Task 42 Biorefinerie, "Biorefining is the sustainable processing of biomass into a spectrum of marketable products and energy" [11]. Biorefinery systems work by processing the input (biomass) to generate an output (fuel, chemicals, heat, electricity) (Figure 3) [12]. The ideal outcome would be to accomplish all of these objectives with the least impact on wildlife, water, soil, or air quality.

Figure 3. The biorefinery concept. Towards sustainable and eco-friendly products [13].

Two categories of biomass have been used as input to a biorefinery, classified as first and second generation. In the former, they are edible biomass based-products mostly composed of starch-rich plants [10]. However the need for food and improved economic benefits of starch has captured the attention of many to move towards second-generation biorefinery routes that consists of residual non-food parts of the current crops or other non-food sources (lignocellulosic biomass) [10]. An example of this would be the use of hemicellulose for starch non-food applications. The use of the environmentally friendly lignocellulosic biomass (cellulose, hemicellulose, and lignin), structure shown in Figure 4, as a source of chemicals and other materials, replaces the oil-based, fossil hydrocarbon to create green products. The low cost, availability, renewability, and the ecofriendly characteristics of bio-based raw materials are promising factors in chemicals and materials production [14]. 

Hemicellulose: An added-value material in the bioeconomic cycle

The US Department of Energy reported that about 1.3 billion dry tons of biomass could be available for large-scale bioenergy and biorefinery industries in the U.S. alone [16]. Based on the 1.3 billion tons of biomass, it can be estimated that about 400 million tons of hemicelluloses are available in the United States each year. Also it is reported that about 15 million tons of hemicelluloses are produced per annum from the pulp and paper industry, which gives about 415 million tons of hemicellulose available every year for utilization in bioenergy and biorefinery industries in the U.S. [16]. However, this hemicellulose is not utilized for value-added applications. Rather, it is primarily incinerated to produce energy. In the paper industry much of the hemicellulose remains in the fibers, which provides a strength benefit to the paper product.

However, another portion is discarded as waste material during bleaching and other operations.

Also, in the kraft pulping processes, the majority of hemicellulose are degraded into a low molecular weight isosaccharinic acid, dissolved with lignin in the black liquor, and then burned as a fuel [16][17]. However, since the heating value of hemicellulose is approximately half that of lignin [18] and because of its availability, it would be beneficial to develop a number of bioproducts such as biochemical and biomaterials to enhance the value extracted from wood. This could be an important part of a forest-based biorefinery that offers technologies and enabling the conversion of biomass into a wide range of marketable products such as fuel, chemicals, food, and materials.

Moreover, in the recent years hemicelluloses attracted the research on ist use in certain applications such as hydrogels, cosmetics, drug carriers, and others [19][20] [21]. However due to its hydrophilic nature, hemicelluloses show phase separation and poor mechanical properties when blended with hydrophobic polymers. Also, as other polysacharides, hemicellulose shows extensive hydrogen bonding that convert it into a non-processable thermoset material. These properties limit the use of hemicellulose for added-value applications. To overcome such issues, hemicelluloses can be chemically modified by incorporating a hydrophobic and/or a thermolastic group into its back bone and thus enhance its structural features and open new windows for applications of hemicelluloses.

3.1.Hemicellulose structural features

Hemicelluloses are arguably the second most abundant renewable component of lignocellulosic biomass after cellulose [22] galactoglucomannan. This has a backbone consisting of a randomly distributed β (1→4) linked mannose and glucose units with α-(1→6) linked galactose units attached to the mannose and glucose units. Depending on the source of the polysaccharide, the mannose/galactose ratio can vary from 1.0 to 5.3 [26]. For example, the mannose/glucose ratio is 3.3 in Senna occidentalis and 1.6 in Cyamopsis tetragonoloba [27]. The hydroxyl groups at C-2 and C-3 in the mannose units are partially substituted by acetyl groups with a degree of acetylation of 20% [28][16] [29]. (Figure 6)

Figure 6. O-acetyl-galactoglucomannan: The major hemicellulose component in softwoods Moreover, arabinoxylan is the predominant component of hemicellulose in grasses including switchgrass and others [30]. It is a hemicellulose that consists of β-(1→4) linked xylose units, with α-(1→2) and α-(1→3) linked arabinose units (Figure 7) [31]. Other less abundant hemicelluloses, including mannan, arabinan, galactan, arabinogalactan, rhamnogalactan, and others are present in the plant cell walls. They may be present in the plant as a complex mixture. These hemicelluloses are abundant in the soft tissues of some fruit and sugar beet pulp, but they are less frequent in wood tissues. Figure 8 shows the main monomeric sugars of hemicellulose 

Hemicellulose Extraction Methods

Several methods have been explored to extract hemicellulose from woody and non-woody tissues.

Those methods include dilute acid pretreatments [32][33] [34], alkaline extraction [35], alkaline peroxide extraction [36], liquid hot water extraction [37][38], steam treatment [39], microwave treatment [40], ionic liquid extraction [41], and others [42].

Dilute acid pretreatment, often involving about 0.5-1% sulfuric acid, is a useful procedure for hemicellulose isolation [34]. By this method the majority of the original amount of hemicellulose from the poplar tree (hardwood) can be recovered as dissolved sugar (Figure 9) [34]. However, in the course of such treatment a high amount of the hemicellulose monomers are degraded, leading to the generation of byproducts [32][33]. On the other hand, extraction of hemicellulose from sugarcane bagasse using hot water extraction at a temperature of 150 to 170ᵒC recovers almost 90% of the hemicellulose as dissolved sugar, but with relatively less monomer degradation compared to the dilute acid method [38]. Because hot water treatment cleaves some of the acetate groups from hemicellulose, the pH decreases. The reduced pH results in additional generation of acetic acid, leading to a phenomenon called "auto-hydrolysis". It has been shown that autohydrolysis can be promoted by irradiating the wood with microwaves in water [39]. Due to severe treatments caused by acidic and partly applied heated extraction processes, hemicellulose degrades by losing its chain length and consequently exhibits high polydispersity [38][39]. Steam and microwave treatment are combined with chemicals to dissolve the hemicellulose; however, due to the complexity of those methods, they have been applied mainly at a small scale for hemicellulose extraction. In steam treatment, ester bonds in the hemicelluloses will be cleaved; then the wood is treated with steam, resulting in the formation of acetic acid. This will lower the pH and thus induce auto-hydrolysis of the glycosidic bonds in the hemicelluloses.

Such a process will generate a low molecular weight, water-soluble hemicellulose. From this method one can get a low % yield of hemicellulose with significant contamination of dissolved cellulose and lignin and degradation products of the hemicellulose.

An ionic liquid/cosolvent extraction system has been used by Froschauer and his colleagues [41] to separate hemicellulose and cellulose from wood pulp. In this study hemicellulose-rich birch kraft pulp were selectively separated, with high levels of purity, into pure cellulose and a hemicellulose fractions using mixtures of cosolvents (water, ethanol, or acetone) and the cellulose dissolving ionic liquid 1-ethyl-3-methylimidazolium acetate (EMIM OAc) with reaction conditions of temperature 60ᵒC for 3 h of stirring (Figure 10). This process was used to generate dissolving pulp that meet the manufacture of revived cellulose products and cellulose derivatives because of its extraordinary cellulose content which is assumed to be more than 90%, as well as the product's high brightness and a uniform molecular-weight distribution [41]. Alkaline extraction is well studied approach, and it is known as a strong and efficient method for hemicellulose extraction [43] [44]. Alkaline treatment can cleave the ester linkage between the ferulic acid of the lignin and the glucan and arabinan residues of hemicellulose in the cell wall, thus releasing oligomeric and polymeric hemicellulose rather than sugars as obtained from dilute acid extraction or hot water extraction (Figure 11) [29]. The extraction of hemicelluloses from various biomasses is expected to be closely related with the amount of lignin-carbohydrates complexes (LCCs) [16]. The LCCs entail covalent linkages between lignin and carbohydrates, mainly hemicelluloses [45].

The major types of LCCs includes: phenyl glycoside, benzyl ether, and benzyl ester types of linkages [16][45]. Different biomasses have different frequencies of the LC complexes, for example the amount of ether and esters LCC linkages in pine and aspen CEL (cellulolytic enzyme lignin) has been reported as circa 2.2-2.5 and 0.3-0.6 per 100 monomeric lignin units, respectively [45].

The decision on which method would be used for hemicellulose extraction is highly dependent on the final application of the recovered hemicellulose. For example, if the extracted hemicellulose is targeted for the production of bioethanol, then the monomeric form of sugars is required, and thus it may be preferred to use dilute acid or hot water. In addition, xylose monomeric sugars are the major source of the natural food sweetener xylitol [46]. Xylitol is a naturally occurring five-carbon polyalcohol and has important properties that make it appropriate for sugar-free confections: It is entirely not dangerous for the teeth because of its anticaries characteristics and it is tolerated by diabetics. It is also widely distributed in the plant kingdom, especially in certain fruits and vegetables [47]. However, the small amounts present in these sources render its quantitative extraction difficult and uneconomical. In industrial scale, xylitol is consequently produced through chemical reduction of xylose derived from hemicellulosic hydrolysates of birchwood or other xylose rich materials [47].

Many yeast species, particularly Candida species, are good xylitol producers [46]. In the hydrolysate, some byproducts generated in the hydrolysis, such as acetic acid, furfural, phenolic compounds, or lignin-degradation products can be present. These are potential inhibitors of the microbial metabolism. In order to provide hydrolysates suitable as fermentation substrate, other treatments, such as acidified activated charcoal or cation-exchange resins, can used to eliminate these toxic elements [48].

Some other applications require a high molecular weight polymer (blended plastics, hydrogels, and others). For those applications it may be extremely important to use the alkaline method for the isolation of hemicellulose from the biomass.

Differences between Hemicellulose Extraction Methods

Dilute acid pretreatment is one of the most significantly applied methods for hemicellulose isolation. By this method approximately 100% of hemicelluloses are broken down into monomeric sugars and sugar degradation products, including weak acids, furan derivatives, and phenolics, which considerably increases the vulnerability to hydrolysis of cellulose. The sugar degradation products are known to be inhibitors of fermentation, which limits the utilization of cellulose for bioethanol production. In addition, acid usage is often very costly due to the high cost of equipment required to be resistant to acid. Acid use is not always ecofriendly and can result in waste disposal problems [49].

Alkaline extraction is another widely used hemicellulose extraction method. However, during alkaline extraction, the usage of high alkaline concentrations may present environmental concerns and may lead to prohibitive recycling and wastewater treatment. In contrast to acid technologies, the reactor costs for alkaline extractions are lower. Alkaline methods greatly improve extraction performance by favoring lignin removal while leaving the hemicellulose in a polymeric form, not the individual sugars [49][50].

High molecular weight polymeric forms of hemicelluloses have been used in a wide range of applications, including resins, hydrogels, drug carriers, food additives, and many others [19][51][52] [53]. On the other hand, the alkaline method for hemicellulose extraction can induce significant modifications to the extracted polysaccharide. Indeed; alkali extractions have the drawbacks of removing acetyl groups from the polymeric chains. Furthermore, a relatively high quantity of the hexuronic acid residues in 4-O-methylglucuronoxylans are cleaved and alkaline degradation occurs at the reducing ends of the polysaccharides [35][36].

Despite being currently at the laboratory/pilot stage, auto-hydrolysis methods for hemicellulose extraction could become commercially available. By this method, about 90% of the hemicelluloses can be recovered in the oligomeric form. This method does not require a catalyst for hemicellulose recovery. Auto-hydrolysis has a similar mechanism as the dilute acid method for hemicellulose extraction. Both processes are catalyzed by the hydronium ion. However, unlike the dilute acid method, auto-hydrolysis uses only water as the extraction medium. With increased temperature, the water auto-ionizes, releasing hydronium ion which induces a slight drop in the pH; this leads to a partial hemicellulose depolymerization by selective cleavage of both O-glycosidic linkages and acetyl groups. With time, acetic acid ionizes and releases hydronium ions, and thus improves extraction kinetics. The contribution of hydronium ions from acetic acid is higher than that from water auto-ionization [54][55]. Unlike the dilute acid pretreatment, in auto-hydrolysis as well as in steam explosion methods, low amounts of lignin can be solubilized and relatively small amounts of the monomeric residues are decomposed into sugar degradation products. Therefore the product is a liquid fraction without numerous amounts of inhibitor compounds. In both the steam explosion and auto-hydrolysis methods, hemicelluloses are recovered in an oligomeric form. This oligomeric form of hemicellulose has been used in some industrial applications including pharmaceuticals, chemicals, or food additives [50][56] [57]. The main operational difference between these processes is that the steam explosion method utilizes a higher temperature for a shorter amount of time.

Extraction of hemicellulose from the non-delignified biomass (lignocellulosic materials) yields polysaccharides that are contaminated with high proportions with lignin, whereas hemicellulose separation from bleached pulps results in a relatively pure hemicellulose [58][59]. Several delignification methods have been reported, such as organosolv treatments where lignin removal is promoted by direct action of an organic solvent (ethyl acetate, acetic acid, acetone, methanol and others) [START_REF] Ogier | Production d ' éthanol à partir de biomasse lignocellulosique[END_REF]. These procesess can be catalyzed by acids or salts for selective delignification [START_REF] Vazquez | Fractionation of Eucalyptus Wood in Acetic-Acid Media[END_REF]. Another method is bio-delignification, in which the microorganism, including certain fungi and bacterial species, are used for the degradation of lignin. This method has advantages of low energy use and mild environmental conditions [START_REF] Sun | Hydrolysis of lignocellulosic materials for ethanol production : a review[END_REF]. Table 1 provides the major differences between the extraction methods and their effects on the hemicellulose structure. 

Structural Characterization of Hemicellulose: Analytical and Spectroscopic Techniques

The great interest in converting lignocellulosic biomass into valuable, green fuels and chemicals have challenged researchers to develop methods for determining the structure, the accurate chemical composition, the quantity, as well as the potential uses of hemicellulose in the lignocellulosic biomass.

Several analytical methods have been used to characterize hemicellulose [START_REF] Mazumder | Structural characterisation of hemicellulosic polysaccharides from Benincasa hispida using specific enzyme hydrolysis, ion exchange chromatography and MALDI-TOF mass spectroscopy[END_REF][64]: b. Size Exclusion Chromatography (SEC): this technique, also known as Gel permeation Chromatography (GPC), is a commonly used polymer characterization method because of its capability to afford good molar mass distribution (Mw) results for polymers. This method typically requires aqueous solution to permit the transport of the polymer through the GPC column. However, due to the poor solubility of hemicelluloses in the most of organic solvents, hemicelluloses can be modified typically by esterification (e.g. acetylation) to increase their hydrophobic properties and hence, their solubility in organic solvents [29].


c. Gas Chromatography coupled Mass Spectroscopy (GC-MS): It is an analytical method that combines the features of gas-chromatography and mass spectrometry to identify different substances within a test sample. GC-MS has numerous advantages in carbohydrate analysis, generating well resolved chromatograms that allow the identification and quantification of the studied compounds, even if they are present in very small amounts [START_REF] Sárossy | Carbohydrate analysis of hemicelluloses by gas chromatography-mass spectrometry of acetylated methyl glycosides[END_REF].

d. 1D and 2D NMR spectrometry: NMR analysis is the method of choice for the structural analysis of polysaccharides including hemicellulose. It is a fast, reliable, and nondestructive technique. For unknown structure, NMR can either be used to match against spectral libraries or to infer the basic structure directly. Once the basic structure is known, NMR can be used to determine molecular conformation in solution as well as studying physical properties at the molecular level such as conformational exchange, phase changes, solubility, and diffusion [START_REF] Hannuksela | NMR structural determination of dissolved Oacetylated galactoglucomannan isolated from spruce thermomechanical pulp[END_REF] e. MALDI-TOF Mass Spectroscopy: It is an ionization method that uses a laser energy absorbing matrix to create ions from large molecules with minimal fragmentation. The major advantages associated with the use of MALDI-MS include a high level of sensitivity; applicability to molecules exhibiting a wide range of masses; little or no fragmentation of the molecules being analyzed and the rapidity with which results can be obtained. Data analysis is enhanced by the fact that nearly only single-charged ions are generated. This fact also indicates that the mass to charge ratios of the ions formed in connection with MALDI analysis are directly related to the absolute molar masses of the molecules present (bio-macromolecules) [START_REF] Jacobs | Characterization of the molar masses of hemicelluloses from wood and pulps employing size exclusion chromatography and matrix-assisted laser desorption lonization time-of-flight mass spectrometry[END_REF][69]

In fact, there is no unique method that can fulfill all requisite parameters required to predict the structural features of the hemicellulosic material. But combination of the gamut of analysis techniques as already elaborated can provide a clear and trusted characterization.

In the research of Mazumder and his colleagues [START_REF] Mazumder | Structural characterisation of hemicellulosic polysaccharides from Benincasa hispida using specific enzyme hydrolysis, ion exchange chromatography and MALDI-TOF mass spectroscopy[END_REF], hemicellulose was extracted from Benincasa hispida fruit with 1-and 4-M KOH, generating dual fractions, so-called B1OH and B4OH, respectively. The SEC analysis of the extracted hemicellulose indicated that both fractions are highly polydispersed, with one wide peak between 0.2 and 0.5 Kav for B1OH and 0. 2 and3) [START_REF] Fry | An unambiguous nomenclature for xyloglucan-derived oligosaccharides[END_REF]. It has been indicated that those fucogalactoxyloglucan hold O-acetyl substituents absolutely on galactose-units of the xyloglucan oligosaccharide [START_REF] Mazumder | Structural characterisation of hemicellulosic polysaccharides from Benincasa hispida using specific enzyme hydrolysis, ion exchange chromatography and MALDI-TOF mass spectroscopy[END_REF]. The results obtained by MALDI spectrometry were confirmed by HPAE-PAD chromatography. Indeed three elution peaks with retention times similar to those of XXXG, XXFG, and XLFG + XXLG, were obtained respectively. In the research of Sun and his coworkers [START_REF] Sun | Fractional and structural characterization of wheat straw hemicelluloses[END_REF], several fractions of dewaxed wheat straw hemicellulose were extracted successively with sodium hydroxide at increasing strength from 0.25 to 2.0 M. Sugar analysis by HPLC showed that xylose was the predominant sugar residue in all the hemicellulosic fractions, comprising about 70-80% of the whole sugars in these fractions.

Moreover, the analysis indicated that as the sodium hydroxide strength increased from 0.25 to 2.0 M, the quantity of arabinose was reduced from 16.5 to 9.2%, while the glucose amount increased from 3.6 to 6.2%. Regarding the uranic acid, its amount varied between 3.8 and 5.4% for the various fractions. In this study, Sun's group indicated that the dewaxed wheat straw hemicellulose absolutely comprises an extraordinary quantity of arabinose and low amount of xylose compared to the high xylose and low arabinose content hemicelluloses isolated from straw holocelluloses.

This observation reveals that the arabinose in the wheat straw cell walls most likely comprises a part of the sidechain of hemicelluloses, is linked to ferulic acid or straightforward to lignin, and is easily detached and released. However the xylose residues constitute the key chain of hemicellulose and are not extracted unless delignification has occurred.

Furthermore the data of Sun's group indicated that besides the ester linkage among ferulic acid and polysaccharide, or p-coumaric acid and lignin, the high quantity of lignin is directly etherlinked to arabinose in hemicelluloses [START_REF] Sun | Fractional and structural characterization of wheat straw hemicelluloses[END_REF]. For the ease of its characterization, the extracted hemicellulose fraction 2 (this is the fraction of hemicellulose extracted with 0.5 M sodium hydroxide) was methylated and used for further studies. Methylation of the fraction 2 hemicellulose gave a product with an [α]D 17 value of -87ᵒ indicative of ß-linkages, which was confirmed by the 13 C NMR spectrum (δ 104.8 ppm for C-1). In addition to that, the reduction and hydrolysis of the methylated hemicellulose releases the following methylated sugars: 

Hemicellulose modification

Due to their high stability, presence of polar hydroxyl (OH) groups, and biodegradability, hemicelluloses have been considered for their utilization in industrial applications based on the hydrophilic nature of the materials. Hemicelluloses are used in value-added industrial applications including hydrogels, additives in papermaking, in cosmetics and in pharmaceutical applications.

[19][72] [51]. For instance, arabinogalactans are used as emulsifiers, stabilizers, and binders in the food, pharmaceutical, and cosmetic industries. Arabinogalactan has properties that make it suitable as a carrier for delivering diagnostic or therapeutic agents to hepatocytes (liver cells) via the asialoglycoprotein receptor [START_REF] Groman | Arabinogalactan for hepatic drug delivery[END_REF]. Arabinogalactan also can stimulate natural killer (NK) cell cytotoxic activity, and thus activate the immune system against tumor cells by inhibiting their metastasis to the liver [START_REF] Kelly | Larch arabinogalactan: Clinical relevance of a novel immune-enhancing polysaccharide[END_REF]. Xylans have numerous medical applications. For instance, xylan has been considered as a suitable raw material to produce colonic drug delivery systems due to the ability of enzymes produced by the colonic microflora to degrade the glycosidic bonds between the sugar units of the polymer backbone [START_REF] Da Silva | Xylan, a Promising Hemicellulose for Pharmaceutical Use[END_REF].

As stated in the applications listed above, hemicelluloses are hydrophilic polymers with extensive H-bonding; however, the majority of the synthetic polymers used in industrial applications are hydrophobic, so the hydrophilicity of hemicellulose limits the range of its industrial applications [53][76]. Also, the physical H-bonding convert the hemicellulose to a crosslinked material and limits its processability. When it is blended with hydrophobic plastics, the hydrophilic character of hemicellulose results in poor mechanical properties due to poor interfacial adhesion. The hydrophilicity of hemicelluloses results in an inability to form a continuous miscible phase with synthetic hydrophobic polymers.

Due to its hydroxyl groups, which can serve as a reaction site, hemicellulose properties can be modified by reactions with numerous chemical agents. In order to broaden its application, hemicellulose has been chemically modified using a variety of chemical reactions including [START_REF] Laine | Hydroxyalkylated xylans -Their synthesis and application in coatings for packaging and paper[END_REF] [78] [START_REF] Sun | Esterification of hemicelluloses from poplar chips in homogeneous solution of N,N-dimethylformamide/lithium chloride[END_REF].

 oxidation,  reduction,  esterification (e.g. acetylation, propionylation, oleoylation, lauroylation, benzolation, and crosslinking),

 etherification (e.g. alkoxylation, cationization, or carboxymethylation),

The aim of those modifications is to attach a hydrophobic group onto the hemicellulose chains and thus, improve its hydrophobicity and processability by reducing the H-bonds. Generally, grafting of a hydrophobic group to hemicellulose improve its water resistance, thermal stability, thermoplastic properties, and its solubility in organic solvents [START_REF] Junli | Novel hydrophobic hemicelluloses: synthesis and characteristic[END_REF]. Moreover, interest in the modification of hemicellulose is growing rapidly and this is reflected by the increasing number of published and cited papers concerning this field (Figure 12). Part of this growth stems from the environmental need to produce hydrophobic materials that are biocompatible and may degrade over time in nature. The following sections describe the most important chemical modifications that have been used to improve hemicellulose water resistance and the changes in properties and intended applications of those hemicellulose derivatives.

4.1.Esterification: A simple chemistry for hemicellulose modification

Esterification is the reaction between alcohols and carboxylic acids or one of its derivatives to form an ester. The derivatives could be either acid chlorides or acid anhydrides. Different types of esterification reactions (acetylation, propionylation, oleoylation, and many others) have been used

to modify the hemicelluloses. Therse reactions generate hemicellulose derivatives with different characteristics, useful in tailoring the hemicellulose for its intended application (Figure 13) [25] [80] [START_REF] Belmokaddem | Green synthesis of xylan hemicellulose esters[END_REF]. For example, hemicellulose miscibility and phase adhesion with plastic polymers could be improved by reacting its hydrophilic hydroxyl with hydrophobic groups through esterification.

Fang and his coworkers performed the esterification of wheat straw hemicellulose using different R groups of the acyl chloride (R ranged from C3: Propionyl chloride (PC) to C20: Oleoyl chloride (OLC) [START_REF] Fang | Esterification of wheat straw hemicelluloses in theN,N-dimethylformamide/lithium chloride homogeneous system[END_REF]. In the research of Fang, it was shown that by changing the molar ratios of acid chloride/anhydroxylose, concentrations of the catalyst (TEA: triethylamine), reaction times, and reaction temperatures, the degree of substitution (DS) of hemicellulose could be altered [START_REF] Fang | Esterification of wheat straw hemicelluloses in theN,N-dimethylformamide/lithium chloride homogeneous system[END_REF]. For example, fixing the temperature and the reaction time shows that the DS of stearoylated hemicellulose is strongly affected by %TEA and the molar ratio of stearoyl chloride/anhydroxylose, with the DS ranging between 0.38 and 1.75.

One way to determine the hydrophobicity of a molecule is to study its solubility in organic solvents. It has been shown that the solubility of the esterified hemicellulose significantly depends on the DS of the sample. Fang and his coworkers studied the solubility of the stearoylated hemicellulose in several organic solvents; their results indicated that stearoylated hemicellulose with DS 0.88 revealed a high solubility in pyridine at 80°C and was partially soluble in dimethylsulfoxide (DMSO), tetrahydrofuran (THF), toluene, chloroform, and dichloromethane compared to the poor solubility of the unmodified hemicellulose in those solvents [START_REF] Fang | Esterification of wheat straw hemicelluloses in theN,N-dimethylformamide/lithium chloride homogeneous system[END_REF]. Interestingly, in another study, Sun and his coworkers [START_REF] Sun | Esterification of hemicelluloses from poplar chips in homogeneous solution of N,N-dimethylformamide/lithium chloride[END_REF] showed that esterified hemicelluloses from poplar using different R groups of acyl chloride were soluble in organic solvents, and all hemicellulose esters were soluble in pyridine at 80°C [START_REF] Sun | Esterification of hemicelluloses from poplar chips in homogeneous solution of N,N-dimethylformamide/lithium chloride[END_REF]. Other samples were also somewhat soluble in chloroform, dichloromethane, toluene, and tetrahydrofuran at room temperature. Fang studied the thermal stability of octanoylated hemicelluloses and compared it to the native hemicellulose in nitrogen [START_REF] Fang | Esterification of wheat straw hemicelluloses in theN,N-dimethylformamide/lithium chloride homogeneous system[END_REF]. The octanoylated hemicelluloses had three major thermal decompositions at temperatures of 260, 330, and 370°C, which represented about 6, 40, and 30%

of the total weight loss, respectively. This is different from the native hemicellulose, which showed only two major thermal decomposition temperatures at 280 and 370°C, representing 40 and 20% weight loss, respectively [START_REF] Fang | Esterification of wheat straw hemicelluloses in theN,N-dimethylformamide/lithium chloride homogeneous system[END_REF]. Fang and his colleagues showed that the native hemicellulose and the octanoylated hemicelluloses were totally volatized at 400°C and 500°C, respectively. The hemicellulose esters showed higher thermal stability than the native hemicellulose and thus provide the potential for hydrophobic hemicellulose as biodegradable plastics, resins, films, and coatings.

Hemicellulose esterification with maleic anhydride in ionic liquid was performed by Peng [START_REF] Peng | Homogeneous esterification of xylan-rich hemicelluloses with maleic anhydride in ionic liquid[END_REF]. In this study, xylan-rich hemicelluloses (XH) were isolated from Dendrocalamus membranaceus Munro (DmM) by an alkaline extraction. The extracted hemicellulose was subjected to an esterification reaction with maleic anhydride (MA) in 1-butyl-3-methylimidazolium chloride ([BMIM]Cl) ionic liquid using lithium hydroxide (LiOH) as catalyst. In this study, based on the reaction time, temperature, dosage of catalyst, and the molar ratio of maleic anhydride to anhydroxylose unit in the hemicellulose, the DS can range between 0.095 and 0.75. In addition, the thermal stability of the modified hemicellulose (MXH) with DS 0.75 was lower than that of XH. Indeed, the decomposition temperatures corresponding to the maximum rate of weight loss of XH and MXH were 278 and 238 °C, respectively. Also the 50% weight loss temperatures were observed at 287 and 274 °C for XH and MXH, respectively. The reduction in the thermal stability of MXH relative to XH is due to more hydrogen bonds being destroyed during dissolution [START_REF] Peng | Homogeneous esterification of xylan-rich hemicelluloses with maleic anhydride in ionic liquid[END_REF].

The importance of this type of esterification reaction is the insertion of the carbon-carbon double bond into the hemicellulose chains. For instance, the unsaturated double bonds can function as a desired site for polymerization which can be used for further modification or crosslinking of the hemicellulose polymeric chains.

Hemicellulose modification by acetylation

Hemicellulose acetylation has been frequently reported [29][25] [START_REF] Ren | Acetylation of wheat straw hemicelluloses in ionic liquid using iodine as a catalyst[END_REF]. Hemicellulose acetylation is a chemical modification that links an acetyl group to the hemicellulose chain through esterification reactions as mentioned above. Acetylation of hemicellulose can be achieved by using similar conditions to that used for cellulose with an expected increase in hydrophobicity. The acetylation reaction is shown in Figure 14: Acetylation of hardwood kraft pulp and wheat straw hemicelluloses has been created using the DMA/LiCl/pyridine system [25][85]. The efficiency of this reaction (DS can vary between 0.6 and 2) increases with temperature and the time of the reaction [25][85]. The thermo-gravimetric analysis (TGA) of the acetylated xylan reveals an increase in the decomposition temperature compared to the native xylan. For instance, 50% of the weight of the native xylan from hardwood kraft pulp is lost at 297C in nitrogen. However, in the case of xylan acetate with a DS of 0.6, 1.1, 1.6, and 2.0, the 50% weight loss decomposition temperatures were 294, 312, 348, and 355C, respectively [25]. This increase in the xylan thermal stability after acetylation can be explained by the decreased content of the hydroxl groups after its modification; those groups are usually oxidized during heating [START_REF] Aburto | Acid Esters of Amylose and Starch[END_REF]. Also the solubility of the acetylated hemicellulose in organic solvents (chloroform, DMSO, THF, and others) increases with the increase in the DS [START_REF] Sun | Acetylation of wheat straw hemicelluloses in N,N-dimethylacetamide/LiCl solvent system[END_REF].

Ionic liquids with or without catalyst have been used to perform the acetylation of hemicellulose [83][29]. Ayoub and coworkers have acetylated hemicellulose from switchgrass in ionic liquid without catalyst [29]. In that research, DS of 0.21 to 1.25 could be obtained by varying the time of the acetylation reaction between 60 to 1200 min at 80C. They have shown that 40% of the weight of the native hemicellulose and that of acetylated hemicellulose with (DS = 1.25) was lost at 279C and 310C, respectively, indicating that the thermal stability of the acetylated products increased upon acetylation. It was shown that switchgrass hemicellulose acetates with DS of 0.78 and greater were rapidly dissolved in DMSO and THF at room temperature. Acetylated hemicellulose with DS of 1.25 had a contact angle of 83 at a 5s contact time, which was significantly higher than the unmodified hemicellulose at 47 [29].

Acetylated hemicellulose films have been used for food packaging [87][88].

Besides offering an open door for marketing renewable and biodegradable materials, chemical and physical protection of food can be achieved through food packaging with hemicellulose-based materials. For example, spoiling of food can be the result of oxygen-induced damage, especially to fatty acids and vitamins, which affects taste and nutritional benefits. Thus, packaging food with materials from hemicellulose can protect against spoiling.

Hemicellulose-based films can have low oxygen transmittance, and are biodegradable, making for useful barrier films for food products. Though hemicellulose-based films are sensitive to water, the sensitivity can be overcomed by esterification of the hemicellulose, such as acetylation [START_REF] Zoldners | Modification of hemicelluloses with polycarboxylic acids[END_REF].

Hemicellulose O-acetyl-galactoglucomannan (AcGGM) has been used as oxygen barrier films [START_REF] Hartman | Oxygen barrier materials from renewable sources: Material properties of softwood hemicellulose-based films[END_REF]. It has been shown that AcGGM is soluble in water and organic solvents. The solubility properties can be attributed to a high degree of acetylation in combination with a low molecular weight. AcGGM films have been obtained from a physical blend with plasticizers such as glycerol, sorbitol and xylitol, and the biobased polymers such as alginate and carboxymethylcellulose (CMC). Of those, the oxygen permeabilities have been found to be the lowest for AcGGM-alginate and AcGGM-CMC films [52] . The addition of plasticizers resulted in increased hybrid film flexibility and moisture sensitivity and reduction of oxygen permeability. Plasticized AcGGM films showed weaker mechanical properties compared to the films of blended polymer; the hybrid films of polymer blends retains their mechanical properties at elevated humidity as well as generally having larger storage moduli. AcGGM film plasticized with glycerol was determined to have the highest elongation at break (up to 195%) by DMA measurements, but lower elongations of about 3% and 4% of the blended polymers containing CMC and alginate, respectively. AcGGM film plasticized with sorbitol exhibited an oxygen permeability of 2.0 cm 3 µm m -2 d -1 kPa -1 , which is relatively lower than the oxygen permeability of xylitol-containing AcGGM film of values of 4.4 cm 3 µm m -2 d -1 kPa -1 .

Another study performed by Stepan investigated the thermal and mechanical properties of acetylated arabinoxylans films [START_REF] Stepan | Arabinose Content of Arabinoxylans Contributes to Flexibility of Acetylated Arabinoxylan Films A[END_REF]. Using the tensile test, his results indicated that the higher arabinosyl substitution level induces an increase in the film flexibility. Also it has been recommended that the elastic Young's modulus was not considerably affected, even though a bent was observed toward a less rigid material at advanced arabinosyl substitution. TGA tests confirmed that the arabinose content contributed to the thermal stability of the acetylated arabinoxylans. In this experiment, the acetylation of all free hydroxyl groups of both xylose and arabinose were confirmed by NMR. With these results, hydrophobized hemicellulose by acetylation were concluded to have potential as a material to develop oxygen barrier film with high thermal stability and water resistance characteristics.

On the other hand, hydrogels based on acetylated galactoglucomannan (AcGGM) were developed by Voepel [START_REF] Jens | Drug Diffusion in Neutral and Ionic Hydrogels Assembled from Acetylated Galactoglucomannan[END_REF]. Because hydrogels are polymeric materials that swell in water without being dissolved, they can be synthesized and evaluated for drug delivery systems application. Novel hemicellulose-containing hydrogels have prospects in oral drug administration technology [START_REF] Jens | Drug Diffusion in Neutral and Ionic Hydrogels Assembled from Acetylated Galactoglucomannan[END_REF]. In the cited study, neutral and ionic hydrogels based on (2-hydroxyethylmethacrylate) HEMA-Immodified AcGGM (M-AcGGM) and maleic anhydride modified M-AcGGM (CM-AcGGM) were produced and inspected for their chemical, physical, and drug release properties. The neutral hydrogels were produced from functionalized AcGGM using 2-hydroxyethylmethacrylate (HEMA) coupled via carbonyldiimidazole (CDI) and a co-monomer in a radical-initiated polymerization. The ionic hydrogels were prepared through a second modification reaction between the HEMA-modified AcGGM and maleic anhydride, a "double-modified" hemicellulose and an ionic poly (CM-AcGGMco-HEMA) hydrogels were successfully formed [START_REF] Jens | Drug Diffusion in Neutral and Ionic Hydrogels Assembled from Acetylated Galactoglucomannan[END_REF]. In neutral hydrogels the drug release rate decreased with an increase in the relative amount of the methacrylated AcGGM and its corresponding degree of methacrylation. Results indicated a faster release of drugs at pH 7.0 in comparison to pH 3.0. This can be attributed to the dissociation of the carboxylic groups by which it induces swelling of the hydrogel matrix due to the electrostatic repulsion. The increase in the ionic strength will hide the charges and thus contribute to reduced swelling.

Hemicellulose Modification by Oleoylation

Oleoylation of hemicellulose is an esterification reaction characterized by the replacement of the hydroxyl groups with a hydrophobic oleoyl group, Figure 15. The oleoylation of wheat straw hemicellulose was studied by Sun's group [91][92]. Their research showed that in order to get a very high oleoylation yield of wheat straw hemicellulose (above 86%) with a degree of substitution (DS) of 1.67, the reaction conditions must be optimized as follows. The molar ratio of moles of xylose in hemicelluloses/mol of oleoyl chloride must be 1/3 at a temperature of 75ºC for 35 min, with weight percentage of hemicellulose (w/w) equal to 174%. This reaction was carried out in N,N-dimethylformamide (DMF) and lithium chloride system with 4-dimethylaminopyridine as a catalyst [START_REF] Sun | Oleoylation of Wheat Straw Hemicelluloses in New Homogeneous System[END_REF]. Cellulose and hemicelluloses esterified with fatty acids have been coated on paper/board. The importance of those coatings were attributed to their unique properties from being hydrophobic with high moisture barrier characteristics. The best water and water vapor barrier was accomplished with the cellulose derivatives esterified with the longest fatty acid [93][94]. In the research of Freire and coworkers, the fatty acids (hexanoic (C6), dodecanoic (C12), octadecanoic (C18), and docosanoic (C22) acids) were used to esterify the native cellulose. Their results indicated that esterification of cellulose with fatty acids with the long R chain increases the hydrophobicity of cellulose, as observed in the increase in the water contact angle from 56ᵒ of native cellulose to almost 94ᵒ of cellulose esterified with octadecanoic (C18) acid [START_REF] Freire | Controlled heterogeneous modification of cellulose fibers with fatty acids: Effect of reaction conditions on the extent of esterification and fiber properties[END_REF] (Figure 16). The water vapor transmission rate (WVTR) of esterified cellulose was measured by Sebti and his group [START_REF] Sebti | Edible bioactive fatty acid-cellulosic derivative composites used in food-packaging applications[END_REF]; their results indicated that the incorporation of 15% of stearic acid (octadecanoic acid (C18)) to cellulose allowed a decrease of WVTR by ∼60% relative to cellulosic films without hydrophobic compounds [START_REF] Sebti | Edible bioactive fatty acid-cellulosic derivative composites used in food-packaging applications[END_REF]. This observation is attributable to the apolar nature of stearic acid, which decreases the moisture affinity of films. Thus it might be beneficial for hydrophobicization to use oleoylated or octadecanoated hemicellulose in coating rather than acetylated hemicellulose.

Oleoylation alters the solubility of hemicellulose and oleoylated hemicellulose is soluble in different organic solvents. For example it is completely soluble in pyridine and partially soluble in many other solvents including tetrahydrofuran (THF), toluene, and chloroform [START_REF] Sun | Oleoylation of Wheat Straw Hemicelluloses in New Homogeneous System[END_REF], indicating increases in their hydrophobic properties. Another study showed that the oleoylation of the sugarcane bagasse hemicelluloses with DS< 0.29 leads to a decrease in the hemicellulose thermal stability [START_REF] Sun | Oleoylation of sugarcane bagasse hemicelluloses using N-bromosuccinimide as a catalyst[END_REF]. For instance, unmodified hemicellulose started to decompose at 200C, whereas oleoylated polymer with DS of 0.04 started its thermal degradation at 187C. The reduction in the thermal stability of hemicelluloses after its chemical modification might be due to the lack of the intermolecular interactions (mainly hydrogen bonding) between the polymeric chains in the unmodified material. Oleoylation increases the hydrophobicity and thus the water resistance of the esterified hemicellulose more significantly than acetylated hemicellulose at the same DS and may be more efficient in the development of barrier films for the production of packaging materials for different food products.

Hemicellulose modification by fluorination

Fluorination is a technique used to provide polymers with unique chemical and surface properties.

In addition to being super-hydrophobic, fluorinated polymeric materials exhibit the characteristics of good chemical resistance and thermal stability; it offers a strong barrier to gases and liquids, low coefficient of friction, and small dielectric constant values [95][96]. Those characteristics allow the fluorinated polymer to be employed in many applications including marine coatings, medical implants, protective clothing, and others [START_REF] Woodward | Super-hydrophobic surfaces produced by plasma fluorination of polybutadiene films[END_REF].

The importance of hemicellulose fluorination is in converting it into a more hydrophobic polymer, mainly used in a plasticized film form (Figure 17). The fluorination of hemicellulose was carried out by the reaction of arabinoxylan with gaseous trifluoroacetic anhydride (TFAA) to yield hydrophobic films with potential as food packaging [START_REF] Gröndahl | Gas-phase surface fluorination of arabinoxylan films[END_REF]. The attachment of the fluorinated moiety to the arabinoxylan was verified by FT-IR. This study showed that the contact angle of a water droplet with the fluorinated arabinoxylan surface was about 70º, compared to 30º for the unmodified surface [START_REF] Gröndahl | Gas-phase surface fluorination of arabinoxylan films[END_REF]. Generally, if the water contact angle is higher than 90º, the corresponding material is conventionally defined as hydrophobic [53].

Also, Gröndahl et al. showed that the equilibrium moisture content dropped from 18% to 12% after fluorination of arabinoxylan. However, a limitation of the fluorination of hemicellulose may be partial hydrolysis of the trifluoroacetate groups upon contact with water, which might limit the applications using the trifluoroacetate groups with hemicellulose.

Etherification: Hemicellulose Structural Alteration

Polysaccharides reaction to form ethers is mostly used to regulate solubility, provide stability against microorganisms (biodegradability), or to produce film-forming ability. Etherification is a reaction between an alcohol and alkylating agent in the presence of a base. Typical alkylating agents include alkyl halides (chlorides, bromides, and iodides), alkyl sulfonates, and epoxides. The epoxides have an unstable 3-member ring containing oxygen that induce electron withdrawal from the adjacent carbon. This makes the epoxide relatively reactive with alcohol-containing molecules, including hemicellulose. Hemicellulose etherification has been carried out by many researchers [START_REF] Fang | Preparation and characterisation of methylated hemicelluloses from wheat straw[END_REF][99] [START_REF] Laine | Hydroxyalkylated xylans -Their synthesis and application in coatings for packaging and paper[END_REF]. The importance of the ether bond is that it is more stable than the ester bond, which is rather easily hydrolyzed, especially in alkaline conditions [START_REF] Pourchez | Alkaline stability of cellulose ethers and impact of their degradation products on cement hydration[END_REF]. Ren and coworkers showed that the hemicellulose etherification using 2, 3-epoxypropyltrimethylammonium chloride as an alkylating agent resulted in the reduction of the thermal stability of hemicellulose. Indeed, native and etherified hemicelluloses showed a 50% weight losses, at 292ᵒC and 277ᵒC, respectively. Also it was observed that the average molecular weight of the native hemicelluloses decreased from 28,890 g/mol to 15,200 g/mol during the etherification of hemicellulose (DS 0.33) [START_REF] Ren | Etherification of hemicellulose from sugare bagasse[END_REF]. In contrast, the results of Fang indicated that hemicellulose methylation using methyl iodide as an alkylating agent increased thermal stability [START_REF] Fang | Preparation and characterisation of methylated hemicelluloses from wheat straw[END_REF].

Hydroxyalkylated xylan has been prepared for coating applications [START_REF] Laine | Hydroxyalkylated xylans -Their synthesis and application in coatings for packaging and paper[END_REF]. In this study, Laine et al.

obtained etherified xylan from the extracted non-dried xylan and directly from the birch pulp by reactive extraction. The results of this research revealed that the water vapor permeabilities of the xylan ether coatings were 50-100% of that measured for polyethylene terephthalate coating as commercial biopolymer coating. Furthermore, it was indicated that the oxygen permeability was one third of that for a commercial biopolymer coating. In addition, it has been shown that the surface strength of butylated and allylated xylan coating was close to that of the reference latex as a binder in pigment coatings [START_REF] Laine | Hydroxyalkylated xylans -Their synthesis and application in coatings for packaging and paper[END_REF]. Benzyl ether derivatives from xylan have recently been prepared. These derivatives form hydrophobic and thermoplastic films [101][78]. The benzylation of hemicelluloses is the typical Williamson reaction (nucleophilic substitution) [START_REF] Junli | Novel hydrophobic hemicelluloses: synthesis and characteristic[END_REF], which is shown in Figure 18. Hemicellulose from wheat straw was studied for its benzylation reaction [START_REF] Junli | Novel hydrophobic hemicelluloses: synthesis and characteristic[END_REF]. Junli and coworkers subjected hemicellulose to benzylation with benzyl chloride under the presence of sodium hydroxide in an ethanol/water system. Depending on the experimental conditions, the DS of the benzylated hemicellulose varied between 0.09 to 0.35. The thermal stability increased after hemicellulose modification, in which the temperature at 50% weight loss of unmodified hemicellulose and benzylated hemicellulose was indicated to be 293 and 303ᵒC , respectively.

Furthermore, the temperature at maximum degradation, Tmax was shown to be 284 and 298ᵒC for native hemicelluloses and benyzlated hemicelluloses, respectively. The introduction of benzyl groups provides the hemicelluloses with hydrophobicity, which could be potentially applied in plastic industries.

Benzylation of AcGGM (acetylated galactoglucomannan) to create a strong, transparent, and flexible film was performed by Hartman and coworkers [START_REF] Hartman | Surfaceand bulk-modified galatoglucomannan hemicellulose films and film laminates for versatile oxygen barriers[END_REF]. Blends of AcGGM with alginate were produced, as well as blends of AcGGM-CMC (carboxymethylcellulose) with a benzylated BnGGm film. Benzylation markedly increased the water resistance of the hemicellulose films.

Blends of unmodified films dissolved rapidly when coming in contact with water; however, only less than 30% of the benzylated film was lost after extended immersion in water. The oxygen permeability of the BnGGM film at both 50% and 83% relative humidity was higher than those found for the unmodified blend films.

Crosslinking: Hemicellulose resistance to harsh environments

Crosslinking of polymers can offer resistance to thermal degradation and improve resistance to cracking by liquids and other harsh environments. Crosslinking decreases solubility in liquids and thus improves its water resistance properties [START_REF] Goodman | Handbook of Thermoset Plastics[END_REF]. In addition, crosslinking can provide resistance to creep and cold flow [START_REF] Goodman | Handbook of Thermoset Plastics[END_REF]. The crosslinking of polymeric material can be done chemically, physically or by irradiation techniques. This will result in a covalently bonded thermosetting network that does not flow above its glass transition temperature. Hemicellulose cross-linking is mostly used to make hydrogels that have limited water solubility, despite their ability to swell in water [START_REF] Peng | Xylan-rich hemicellulosesgraft -acrylic acid ionic hydrogels with rapid responses to pH, salt, and organic solvents[END_REF].

The synthesis and characterization of a crosslinked hemicellulose citrate-chitosan gel as an absorbent foam material was prepared by Salam and his colleagues [START_REF] Salam | Crosslinked hemicellulose citrate-chitosan aerogel foams[END_REF]. Chitosan is a polysaccharide abundant as a byproduct of the seafood industry, and it is well known to have antimicrobial properties. Ordinary polysaccharides with high carboxylic acid content are likely to have increased hydrophilic properties, such that they are useful in absorbent applications. The integration of carboxylic acid groups in hemicellulose can advance the chemical and physical functionality of these materials. In the cited work it was observed that the crosslinked hemicellulose citrate-chitosan foam is elastic at room temperature, and is very soft and highly porous with a finer pore structure compared to a non-crosslinked hemicellulose-chitosan material (Figure 19). Also it was indicated that the crosslinked hemicellulose citrate-chitosan foam has a higher water and saline absorption compared to the hemicellulose-chitosan material. Indeed the hemicellulose citrate-chitosan can absorb up to 100g of a saline solution per gram of material and up to 80g of water per gram of material [START_REF] Salam | Incorporation of carboxyl groups into xylan for improved absorbency[END_REF]. In another study performed by Karaaslan, pH-sensitive, semi-IPN (interpenetrating) hydrogels were created by crosslinking the hemicelluloses with chitosan using glutaraldehyde as the crosslinking agent (Figure 20). This hydrogel was developed as a drug carrier to control drug delivery into gastric fluid [START_REF] Karaaslan | Wood hemicellulose/chitosanbased semi: Interpenetrating network hydrogels: Mechanical, swelling and controlled drug release properties[END_REF]. Riboflavin was chosen as a model drug due to its different solubility at different pH ranges (it has a very low solubility at low pH) and minimal interference with the gel matrix. It was found that the higher the hemicellulose content, the higher the swelling ratios of the crosslinked gel. Also it was indicated that the swelling ratio of the hydrogel increases in acidic environment due to repulsion between similarly charged groups. An in vitro study revealed that the release of the riboflavin from semi-IPN hydrogels in acidic condition is favored, whereas at higher pH environments the gel matrix collapsed, not releasing the riboflavin. Based on such findings, these semi-IPNs could have potential for application as pH-sensitive controlled drug delivery vehicles in physiological environments, for example as a delivery of antibiotics or anti-ulcer drugs in the stomach.

Barrier films have been prepared from crosslinked galactoglucomannan [START_REF] Oinonen | Enzyme catalyzed cross-linking of spruce galactoglucomannan improves its applicability in barrier films[END_REF]. In the cited study the crosslinking was catalyzed by the enzyme laccase, which is a class of copper-containing oxidase enzymes, found in fungi, plants, and microorganisms. Those enzymes are well-known for polymerizing and crosslinking phenolic structures; the reaction catalyzed by laccase is shown in Oinonen and co-authors showed that laccase activity induces an increase in the average molecular weight of the hemicellulose. It was noticed that the increase in the molecular weight renders high mechanical properties of the films. Crosslinked hemicellulose film showed a four-fold increase in the stress at maximum load compared to the un-crosslinked hemicellulose. Also, this film reduced the oxygen transmission, indicating that it was a good oxygen barrier [START_REF] Oinonen | Enzyme catalyzed cross-linking of spruce galactoglucomannan improves its applicability in barrier films[END_REF].

Hemicelluloses have been also crosslinked by irradiation methods for several applications [START_REF] Peng | Xylan-rich hemicellulosesgraft -acrylic acid ionic hydrogels with rapid responses to pH, salt, and organic solvents[END_REF][109] [110][111]. For instance, Peng and coworkers prepared an ionic hydrogel by free radical graft copolymerization of acrylic acid and bamboo hemicelluloses using N,N-methylene-bis-(acrylamide) as a cross-linker and ammonium persulfate/N,N,N′,N′-tetramethylethylenediamine as an initiator system (Figure 23) [START_REF] Peng | Xylan-rich hemicellulosesgraft -acrylic acid ionic hydrogels with rapid responses to pH, salt, and organic solvents[END_REF]. Their results revealed that the obtained hemicellulosebased hydrogel is sensitive to pH, ionic strength, media composition, and organic solvents. In fact, it was indicated that the produced hydrogel shows an expanded network in water due to strong electrostatic repulsion among anion (COO -) groups [START_REF] Peng | Xylan-rich hemicellulosesgraft -acrylic acid ionic hydrogels with rapid responses to pH, salt, and organic solvents[END_REF]. Furthermore, this network of hydrogel shows an increased expansion when immersed in solutions with high pH. Shrinkage occurred at lower pH, in salt solutions, and in organic solvents. In addition, hemicellulose-based hydrogels have the capability to perform a reversible on-off switching behavior in the following types of solutions: acidic-basic; water-ethanol; or acetone. Indeed those characteristics can provide such hydrogel with many applications that are useful in the market which include the removal of heavy metal ions from aqueous solutions and drug delivery systems.

Other novel methods have been used to generate crosslinked hemicellulose material. For instance,

Ayoub and coworkers developed a new green process to produce crosslinked materials using reactive extrusion in one continuous process. These materials can be used for water treatment and as superabsorbent products [START_REF] Ayoub | Patent WO2015187631A1 -Modified biopolymers and methods of producing and using the same -Google Patents[END_REF].

Applications: Hemicellulose-based materials

Hemicelluloses show a high potential for utilization in remarkable applications. Its unique properties such as being a branched hetero-polymer with several structures based on the different sources, and its ability to be modified by several physical and chemical reactions, provides hemicelluloses with an ability to be used in the manufacturing of unique products.

Biomedical Field

Biomedical applications of hemicellulose have been reported and its modification to generate water-resistant materials have been shown to produce materials superior to non-modified hemicellulose.

Certain types of hemicelluloses have been used successfully to inhibit the growth of different tumors by inducing the activity of the host immune system [113][74]. It was indicated that arabinogalactan can stimulate natural killer (NK) cell cytotoxic activity, and thus activate the immune system against tumor cells by inhibiting their metastasis to the liver [START_REF] Kelly | Larch arabinogalactan: Clinical relevance of a novel immune-enhancing polysaccharide[END_REF]. One study showed that oxidized mannan as a bioactive material can be conjugated to the vaccine (MUC), giving a fusion protein (M-FP); this can be used as a target for cancer immunotherapy. The M-FP seemed to provide benefit to patients with an early stage breast tumor [START_REF] Apostolopoulos | Pilot phase III immunotherapy study in early-stage breast cancer patients using oxidized mannan-MUC1 [ISRCTN71711835[END_REF]. In the research of Apostolopoulos and his coworkers, oxidized mannan poly-L-lysine (OMPLL) and reduced mannan poly-l-lysine (RMPLL) have been prepared and used to target DNA vaccines to the antigen presenting cells, the dendertic cells (DC) [START_REF] Tang | Molecular basis of improved immunogenicity in DNA vaccination mediated by a mannan based carrier[END_REF].

Several polysaccharides have antimicrobial activities; chitosan is one example. When microorganisms initiate infectious diseases by attacking the host cells and tissues, adhesion is crucial for the pathogen to get better access into the source of nutrition and facilitate the delivery of their toxic agents into the cells of the host tissue [START_REF] Sharon | Carbohydrates as future anti-adhesion drugs for infectious diseases[END_REF]. Blocking the adhesion of the pathogens into the host cells is used for the prevention and treatment of microbial diseases. Zasshi and his group showed that mannan can inhibit the adherence of several Candida albicans strains to the plastic plates, and thus coating the medical equipment with the mannan type hemicellulose might be useful to prevent C. albicans adherence [START_REF] Wamoto | Adherence of Candida albicans is inhibited by yeast mannan[END_REF].

Sato et al. investigated mannan coating as an anti-adhesion on acrylic denture surfaces against

Candida albicans and Candida glabrata microorganisms [START_REF] Sato | Inhibitory effect of coated mannan against the adhesion of Candida biofilms to denture base resin[END_REF]. The research showed that mannan inhibits the adhesion of both Candida strains in a concentration-dependent manner. The application of 0.1 mg/mL of mannan coating overnight showed inhibitory effects on the adhesion of the hyphal form of C. albicans; however, in the case of C. glabrata the application of 10 mg/mL of mannan led to significantly higher anti-adhesive effects [START_REF] Sato | Inhibitory effect of coated mannan against the adhesion of Candida biofilms to denture base resin[END_REF]. These results indicated that mannan coating inhibits the adhesion of Candida strains onto the plastic plates and denture surfaces and thus serve as a promising application as coating material for clinical applications, mainly clinical dentistry.

Hemicellulose has been used also as wound dressing [START_REF] Ferreira | Hemicellulose dressing versus rayon dressing in the reepithelialization of split-thickness skin graft donor sites: a multicenter study[END_REF][120] [START_REF] Melandri | Use of a new hemicellulose dressing (Veloderm) for the treatment of split-thickness skin graft donor sites. A within-patient controlled study[END_REF]. An ideal wound dressing must have the ability to maintain a high moisture environment at the wound-dressing interface, get rid of exudate, allow the exchange of gases and vapor, be impermeable to microorganisms and water, reduce the pain caused by the wound, and be removable without causing trauma to the wound [119][122]. A hemicellulose-based wound dressing has been developed and marketed under the name of Veloderm®.

Veloderm® is a biofilm with a polymeric structure based on hemicellulose microfibers. It is produced from sugarcane by a biotechnological process. Medestea Research & Production SpA, an Italian pharmaceutical company, has distributed Veloderm® into the market as a competitor with other wound dressings. This company describes Veloderm® as a wound dressing that is able to allow a selective permeability of gases and vapor and to prevent the permeability of water and microorganisms. They describe its ability to adhere to the wound and generate a sealing process that protects the wound externally from dirt and germs. They mentioned also that Veloderm® can reduce pain and creates an ideal environment for granulation and re-epithelialization which can promote a correct growth of fibroblasts and therefore a rapid and optimal healing of wounds.

According to this company, a single application of Veloderm® is usually sufficient for a wound to heal, except in particular cases when it can be taken off and substituted by new dressing [121][119]. Melandri and his coworkers studied the healing capabilities of Veloderm® to the human skin and showed it to be effective and better than other types of dressings [START_REF] Melandri | Use of a new hemicellulose dressing (Veloderm) for the treatment of split-thickness skin graft donor sites. A within-patient controlled study[END_REF].

Another study by Ferreira and her colleagues, compared the effectiveness of a hemicellulose-based wound dressing (Veloderm®) with that of rayon dressing in the healing of split-thickness skin graft donor sites [START_REF] Ferreira | Hemicellulose dressing versus rayon dressing in the reepithelialization of split-thickness skin graft donor sites: a multicenter study[END_REF]. Rayon dressing was used as a control because the majority of the burn treatment units and plastic surgery services use rayon dressings to provide a favorable microenvironment for the regeneration of the epidermis. The cited results revealed that the hemicellulose dressing is as safe as the rayon dressing, and both types of treatment were found to be adequate and thus Veloderm® dressing can serve as a replacement for rayon dressing in the healing of the split-thickness skin graft donor site (Figure 24) [START_REF] Ferreira | Hemicellulose dressing versus rayon dressing in the reepithelialization of split-thickness skin graft donor sites: a multicenter study[END_REF]. All these data provide promising developments in the field of hemicellulose wound dressing as a biodegradable, green material in biomedical applications. On the other hand, interest in biopolymers as a drug delivery system has greatly increased in the last decades. Drug carriers have the ability to improve drug performance in terms of efficacy, safety, and patient compliance [START_REF] Nagashima | Influence of the lipophilic external phase composition on the preparation and characterization of xylan microcapsules--a technical note[END_REF]. Xylan is well known to be degraded completely by the action of xylanases and ß-xylosidases enzymes secreted by the microflora of the colon in the human body [124][125]. Those enzymes can cleave the β-glycosidic linkage between the sugar units of the hemicellulose backbones. The presence of micro-organisms that secrete those enzymes in the colon will influence the utilization of hemicellulose as a drug carrier polymer for colon specific drug delivery.

Several forms of drug delivery systems have been described in the literature. These forms include: liposomes, microparticles (microcapsules and microspheres), nanoparticles, polymeric micelles, nanocrystals, and others [START_REF] Da Silva | Xylan, a Promising Hemicellulose for Pharmaceutical Use[END_REF]. Capsules have been used as drug delivery systems and as a protection of biologically active materials, for example, enzymes, drugs, and peptides [START_REF] Jiang | Crosslinked polysaccharide nanocapsules: Preparation and drug release properties[END_REF]. A large variety of methods have been used for capsule fabrication, including layer-by-layer self-assembly, template polymerization, emulsion polymerization, phase separation, and interfacial reaction [START_REF] Jiang | Crosslinked polysaccharide nanocapsules: Preparation and drug release properties[END_REF]. Nagashima and his colleagues developed a xylan microcapsule by means of interfacial crosslinking polymerization [START_REF] Nagashima | Influence of the lipophilic external phase composition on the preparation and characterization of xylan microcapsules--a technical note[END_REF]. This method for microcapsule development requires two steps, the emulsification step plays a vital role in determining the particle size distribution and the aggregation arrangement of the microparticles, and the crosslinking step plays a crucial role in the stabilization of the capsule structure [75][126].

Galactoglucomannan-based microspheres with crosslinking as a drug delivery system has been developed by Edlund and coworkers [START_REF] Edlund | A microspheric system: Hemicellulose-based hydrogels[END_REF]. In this research the microspheres incorporate either caffeine, which is a small hydrophilic substance, or a macromolecular model proteinthe bovine 1200 nm were developed [START_REF] Du | Novel polyelectrolyte carboxymethyl Konjac Glucomannan-Chitosan nanoparticles for drug delivery[END_REF]. In this study the nanoparticles were formed by crosslinking the carboxymethylated-GM with chitosan by electrostatic interactions instead of chemical crosslinking, thus eliminating the toxicity associated with the crosslinking reagent. These nanoparticles have the ability to entrap and release bovine serum albumin (BSA).

In another study prepared by Alonso-Sande and other coworkers, nanoparticles were prepared from glucomannan and chitosan [START_REF] Alonso-Sande | Formation of new Glucomannan -Chitosan nanoparticles and study of their ability to associate and deliver proteins[END_REF]. The nanoparticles had a high capacity to incorporate and release insulin and P1 protein. The addition of glucomannans into the nanoparticle facilitated the interaction of the nanoparticle with the intestinal epithelium both in vitro and in vivo. Despite the fact that pharmaceutical applications of hemicelluloises are still new, there has been substantial studies reported that conclude that hemicelluloses can incorporate diverse biomolecules, thus providing a promising structure for the preparation of new drug delivery systems.

Other Applications (Coating and Food Packaging)

Modified hemicelluloses, mainly the acetylated form have been reported and studied for added value applications. In the research of Shaikh et al., hemicellulose acetate was used as an internal plasticizer for cellulose acetate films [START_REF] Shaikh | Utilization of sugarcane bagasse cellulose for producing cellulose acetates: Novel use of residual hemicellulose as plasticizer[END_REF]. It has been indicated that 5% of xylan acetate can reduce the Tg of the cellulose film from 148ᵒC to 139ᵒC. The 5% xylan acetate containing film shows tensile strengths of about 40 MPa, however those cellulose acetate films without xylan acetate could not be cut into notch-free specimens, hence they could not be tested without plasticizer. These samples showed a tensile strength of 14 MPa after addition of 15% plasticizer.

This research indicated that acetylated hemicelluloses can function as an internal plasticizer by inducing a relatively good mechanical properties for the cellulose acetate film without addition of external plasticizer.

Many studies that deal with the coating applications of hemicelluloses have been reported [START_REF] Tatar | Evaluation of hemicellulose as a coating material with gum arabic for food microencapsulation[END_REF][132] [START_REF] Kisonen | O-acetyl galactoglucomannan esters for barrier coatings[END_REF]. In pulp and paper industry, paper coating plays a crucial role in the improvement of the paper quality such as the reduction in the ink absorbency. Coated papers gives much more clear and glossy results for printing, and it provides resistance to water and grease in packaging applications. In the food industry, coating is extremely important because it acts as a moisture barrier, therefore preventing food spoilage.

In the research of Anthony and co-workers, hemicellulose-based binders were used for paper coatings [START_REF] Anthony | Paper coating performance of hemicellulose-rich natural polymer from distiller's grains[END_REF]. The hemicellulose-based binders were tested for paper coating formulation and these results were compared with the traditionally used polyvinyl alcohol (PVA). The results indicated that water absorption was reduced by 25% for both the hemicellulose-based binders and the PVA coatings from the base paper value. The water vapor transmission rate (WVTR) analysis for both the PVA and hemicellulose-based coatings was similar. Furthermore, there were no significant differences in the brightness, opacity, and color after coating in both materials. This research provides an important utilization of hemicelluloses as being a natural product for the replacement of synthetic coatings.

Péroval and co-authors developed an arabinoxylan film grafted with omega-3 fatty acid [52]. The omega-3 graft was induced to improve the water vapor barrier capability of the arabinoxylan-based film. Omega-3 fatty acids were obtained from fish and linseed oil. Grafting levels of 5.1-6.4%

were obtained with the oils. The contact angle of the ungrafted film was 66.8ᵒ, however it reached 115ᵒ for that of 5.1% grafting level. The water vapor barrier properties were improved with grafting of omega-3 and significantly with linseed oil, where WVTR of 2.9 × 10 -3 g m -2 s -1 and WVP of 1.1 × 10 -10 g m -1 Pa -1 s -1 were found. Their results indicated that the surface hydrophobicity of the grafted arabinoxylan film with omega-3 fatty acids is higher than that of a waxy coating or a low-density polyethylene (LDPE) film. Furthermore, it was indicated that linseed oils provide better barrier properties and a higher surface hydrophibicity than oils extracted from marine oils [52] (Figure 25). In another study performed by Tatar and other colleagues, gum arabic (GA), gumarabichemicellulose (GA-HC) and hemicellulose (HC) emulsions were prepared to assess the effectiveness of hemicellulose as the coating material in fish oil microencapsulated by spray drying [START_REF] Tatar | Evaluation of hemicellulose as a coating material with gum arabic for food microencapsulation[END_REF]. Chemical and physical defense of food can be achieved through food packaging. Such measures can protect the food against spoiling. Modified hemicellulose, mainly hemicellulose acetate films have been used for food packaging. Those films have shown improvement in oxygen barrier capabilities compared to the unmodified hemicellulose films [START_REF] Zoldners | Modification of hemicelluloses with polycarboxylic acids[END_REF][135] [START_REF] Chen | High Strength Hemicellulose-Based Nanocomposite Film for Food Packaging Applications[END_REF]. To facilitate the utilization of hemicellulose for coating applications, various sources of hemicelluloses need to be applied as coating material and also different combinations with other coating agents should be tested . From the reviewed data, it can be observed that hemicelluloses have been used in many applications, and further investigations would benefit this developing areas.

Concluding Remarks: Hemicellulose Modifications for Suitable Applications

Several modification methods have been used to alter the hemicellulose characteristics for suitable applications. Most of these modifications generates hemicelluloses with increased thermal and hydrophobic properties. As it was reported, the structure of the extracted hemicellulose varies depending on the raw materials and the extraction method used. Those structural variations in combination with the modification used, can have a strong effect on the properties of hemicelluloses and the targeted applications. In hardwood the major hemicellulose is the highly acetylated xylan form; those forms will lose their acetyl groups upon auto-hydrolysis or alkaline extraction, thus increasing the hydrophilic character of the retained hemicelluloses. Branched hemicellulose will be released if isolated from grasses or softwood; those extraction methods release oligomeric and polymeric hemicellulose, respectively. The high molecular weight hemicelluloses can be subjected to the chemical and/or physical modification to be utilized for its suitable applications. Furthermore the dilute acid pretreatment has been widely used for bioenergy application of hemicellulose in which it releases sugar residues of hemicelluloses [START_REF] Jeong | Optimizing dilute-acid pretreatment of rapeseed straw for extraction of hemicellulose[END_REF].

Alkaline-extracted hemicellulose from hardwood Kraft pulp and wheat straw, showed an increased thermal stability and hydrophobicity upon acetylation; those acetylated hemicelluloses as well as the O-acetyl-galactoglucomannan (AcGGM) hemicellulose type can be used as films for food packaging [START_REF] Sun | Acetylation of wheat straw hemicelluloses in N,N-dimethylacetamide/LiCl solvent system[END_REF][87] [START_REF] Stepan | Arabinose Content of Arabinoxylans Contributes to Flexibility of Acetylated Arabinoxylan Films A[END_REF]. Those films have a low oxygen transmittance, low sensitivity to water, and are biodegradable, making them useful barrier films for food products. In addition, acetylated hemicelluloses are a good polymeric option for the production of hydrogel-absorbent materials. A new study has also used hemicellulose acetate as an internal plasticizer for cellulose acetate films [START_REF] Shaikh | Utilization of sugarcane bagasse cellulose for producing cellulose acetates: Novel use of residual hemicellulose as plasticizer[END_REF]. To increase the hydrophobic character of the extracted hemicelluloses, esterification by a long fatty acid chain can be used. Those types of modifications including, esterification with omega-3 fatty acids and oleoylation, provide the hemicellulose with increased hydrophobicity.

Even more significantly than acetylated hemicellulose at the same DS and this may be more efficient in the development of barrier films for the production of packaging materials for different food products [52][92].

On the other hand, due to its strong stability compared to the ester bond, etherification can be used to introduce hydrophobic groups into the hemicellulose chain [START_REF] Pourchez | Alkaline stability of cellulose ethers and impact of their degradation products on cement hydration[END_REF]. Several alkylating groups can be used. Most importantly, etherification by benzylation provides the hemicellulose with extra thermal stability and hydrophobicity mainly due to the benzene ring introduced into the hemicellulose chain. The benzylated hemicellulose can be utilized in the production of hydrophobic films that can be used for food packaging and coating applications [START_REF] Talja | A new birch xylan derivative by aqueous benzylation[END_REF].

Crosslinking is another important modification that can significantly alter the physical properties of the extracted hemicelluloses. Crosslinking can be performed by several methods such as chemical crosslinking mainly by esterification reaction with citric acid or epichlorohydrin and enzyme-catalyzed crosslinking (the example provided in this review was laccase-and irradiationinduced crosslinking). Generally, crosslinking induces an increased water resistance and thermal stability to the modified hemicellulose [START_REF] Peng | Xylan-rich hemicellulosesgraft -acrylic acid ionic hydrogels with rapid responses to pH, salt, and organic solvents[END_REF]. Crosslinked hemicelluloses are mainly used for biomedical applications such as drug delivery systems and wound dressing [START_REF] Karaaslan | Wood hemicellulose/chitosanbased semi: Interpenetrating network hydrogels: Mechanical, swelling and controlled drug release properties[END_REF][119] [START_REF] Edlund | A microspheric system: Hemicellulose-based hydrogels[END_REF].

However, the applications of crosslinked hemicelluloses are not limited to biomedical applications.

Several other applications have been reported and those include films for food packaging, hydrogels as an absorbent material, and others [104][108]. A summary of the applications of hemicellulose reviewed herein is given in Figure 26. Recent work, as cited in this work, has shown reactions that can be used to alter the hemicellulose structural featurs. Importantly, esterification improves hemicellulose miscibility and phase adhesion with commonly available thermo-plastic polymers. It has been reported that esterified hemicelluloses are hydrophobic with enhanced processability over native hemicellulose, which can allow their usage as thermoplastic films. For example, acetylated hemicellulose films have very good thermal and mechanical properties with a very low oxygen permeability. 

Introduction

Currently, there is intense research activity targeted at the replacement of petroleum-based products with renewable lignocellulosic-biomass-based products in order to reduce the environmental impacts, provide new energy resources, and conserve petroleum resources. In addition, there is a great interest for the lignocellulosic biofuels industry to develop valuable coproducts that can improve the overall economics of a biofuel production process.

Lignocellulosic biomass is a term referring to the woody and non-woody dry matter that is mainly composed of three polymers: cellulose, hemicellulose and lignin. Cellulose is a homogeneous polymer consisting of C6 glucose monomers, and hemicellulose is a heterogeneous polymer consisting of C5 and C6 monomeric residues [1]. Hemicellulose associates with lignin through covalent bonds known as lignin-carbohydrate complexes (LCC), of which comprise phenyl glycoside bonds, esters and benzyl ethers [2] [3]. However the linkage between hemicellulose and cellulose has been assumed to be through H-bonding [4]. Hemicelluloses are carbohydrate polymers containing xylans (arabinoxylans and 4-O-methyl-glucuronoxylans), galactomannans, glucomannans, and xyloglucans (4-linked β-D-glucans with attached side chains). Upon acid hydrolysis, hemicelluloses are easily fragmented into their constitutional pyranoses and furanoses sugar units which include: xylose, mannose, arabinose, glucose, glucuronic acid and others [5].

Structural and compositional differences in hemicellulose exist between different biomasses [5].

During conventional Kraft pulping the majority of hemicelluloses are degraded into low molecular weight isosaccharinic acids which, along with lignin and other pulping chemicals, dissolve in the black liquor [6]. About 80% of the black liquor solids come from lignin and hemicellulose. The black liquor is usually burned to produce energy, however, since the heating value of hemicellulose (≈13.6 MJ/Kg) is much lower than that of lignin (≈27 MJ/Kg), its combustion represents an inefficient use of the feedstock resources [7]. Thus, it would be beneficial to pre-extract the hemicellulose prior to the pulping in order to develop a number of bioproducts such as biochemical and biomaterials to enhance the value extracted from woody and non-woody materials.

Hemicelluloses can be used in value-added industrial applications including hydrogels, thermoplastics, couting and additives in papermaking, in cosmetics and in pharmaceutical applications such as drug carriers [8][9] [10]. Hemicellulose is a green substitute for petroleum based polyols and is a non-food-based substitute for starch polyols.

Hemicellulose extraction from biomass is an essential step for the production of a wide range of fuels, biomaterials and chemicals [11]. Many different effective methods have been used to isolate hemicellulose from woody and non-woody tissues. Those methods include dilute acid pretreatments [12], alkaline extraction [13], alkaline peroxide extraction [14], liquid hot water extraction [15][16], steam treatment [17], microwave treatment [18], ionic liquid extraction [19] and others [20]. Alkaline extraction is well studied, and it is known as a strong and efficient method for hemicellulose extraction [21].

Hemicelluloses can be liberated by alkaline extraction since alkaline treatment can completely or partially cleave ester bonds between lignin and hemicellulose in the cell walls, resulting in the dissolution of hemicelluloses. Moreover, it is known that hydroxide ions cause swelling of cellulose, hydrolysis of ester linkage, and disruption of intermolecular hydrogen bonds between cellulose and hemicellulose, thereby bringing a portion of the hemicellulosic material into solution.

Alkaline extraction is compatible chemically with the kraft pulping process, which is well established processing annually 100s of millions of tons of wood and its associated hemicellulose.

Extraction of hemicellulose from non-delignified biomass (lignocellulosic materials) yields polysaccharides that may be contaminated with high proportions of lignin, whereas its separation from bleached pulps results in a relatively pure hemicellulose [22].

This study identified an efficient alkaline extraction of hemicellulose from a woody and nonwoody biomass sourcebleached hardwood pulp (B-HWP) and partially delignified switchgrass (SWG)using extraction conditions of 3, 7, 10, 13 and 17% NaOH w/w solutions at 50ᵒC for 3 h. The physicochemical properties and the structural features of these hemicellulosic samples were investigated. The importance of this study are reflected in being the first report that investigated the differences between pure hemicelluloses and partially purified hemicelluloses. Also this is the first study that reports the possibility for lignin to have a role of plasticizer for hemicellulose. In addition, the technical and economic analysis for the extraction process was investigated. The analysis was performed to determine the economic feasibility of building a commercial biorefinery for the production of dissolving pulp and hemicellulose using bleached pulp as a starting raw material. Moisture content of the air-dried materials was measured by oven drying at 105ᵒC until constant moisture content was achieved.

Experimental Section

Delignification of switchgrass

The SWG was processed into powder in a Wiley mill to pass through a 1-mm mesh size screen attached to the mill. The powder was sieved on a 60-mesh screen (250 um openings). SWG 

Sugar compositional analysis and lignin quantification

The sugar compositions of SWG and B-HWP, as well as hemicellulose extracted from both biomasses were determined by high performance liquid chromatography (HPLC) analysis of monomeric sugars (glucose, xylose, galactose, arabinose and mannose). Briefly, 0.3 g oven-dried, ground sample was taken and hydrolyzed by 72% (w/v) sulfuric acid followed by 4% (w/v), sulfuric acid hydrolysis [23]. The hydrolysate was then filtered to remove solids from the liquid (the filter paper were stored in the oven at 105ᵒC for 2 days to quantify the acid insoluble lignin and ash content). The filtrate was neutralized by calcium carbonate. Sugars were quantified by the binary HPLC (Agilent Technologies 1200 Series, Palo Alto, CA, USA) system using a refractive index detector. Deionized water was used as the mobile phase. The cellulose and hemicellulose contents were calculated using equations ( 1) and ( 2), respectively. The correction coefficient for hydration is 0.9, where it is assumed that the predominant source of glucose is from cellulose and the hemicellulose released (g) is the summation of arabinose, galactose, xylose, and mannose [24].

𝐶𝑒𝑙𝑙𝑢𝑙𝑜𝑠𝑒 (%) =

mass of glucose released x 0.9 𝐷𝑟𝑦 𝑤𝑒𝑖𝑔ℎ𝑡 𝑜𝑓 𝑡ℎ𝑒 𝑏𝑖𝑜𝑚𝑎𝑠𝑠

x 100

𝐻𝑒𝑚𝑖𝑐𝑒𝑙𝑙𝑢𝑙𝑜𝑠𝑒 (%) = mass of (xylose+arabinose+mannose+galactose) 𝑥 0.9

𝐷𝑟𝑦 𝑤𝑒𝑖𝑔ℎ𝑡 𝑜𝑓 𝑡ℎ𝑒 𝑏𝑖𝑜𝑚𝑎𝑠𝑠 x 100 (2) 
Solids recovery was calculated as a percentage of the total component detected based on the initial sample dry weight. The total solids, acid-soluble lignin, and acid-insoluble lignin content were determined by the National Renewable Energy Laboratory's (NREL) Laboratory Analytical Procedures [23], [25].

Each sample was analyzed four separate times for its composition and an average and the standard deviation were calculated.

Molecular weight determination by viscosity

An Ubbelohde viscometer (No. S 66) was used to determine the viscosity; the extracted hemicelluloses were dissolved with 0.04 M cupriethylenediamine (CED); and the intrinsic viscosity of different hemicelluloses was determined at 25ºC for the measurement of the molecular

weight. An amount of 7.2 mL of the solution was added to the viscometer by pipet. Vacuum was applied to force the solution into the bulb about 2 cm above the capillary tube, then the vacuum was removed and the solution was allowed to flow down through the tube by gravity. The time it took for the solution to flow through the capillary is the efflux time (the experiment was repeated 4 times for each sample and the average and standard deviation were calculated) [26].

Intrinsic viscosity [η] = K (t), where K is viscosity meter constant and (t) is the efflux time in second.

The Staudinger -Mark-Houwink equation of xylan in CED is:

[η] = 2.2 x 10 -2 DP 0.72 , where DP is the degree of polymerization of hemicellulose It was reported that a native hemicellulose with a degree of polymerization of 200 corresponds to a molecular weight of 32,800 g mol -1 [17].

Fourier transform infrared spectroscopy (FT-IR)

FTIR analyses were performed for the samples from 4000 to 650 cm -1 , with a spectral resolution of 4 cm -1 . The spectra were recorded on a single reflection attenuated total reflectance (ATR).

FTIR technique was performed by a Platinum ATR Alpha instrument. The spectra were obtained by an accumulation of 40 scans.

Thermal analysis

Thermogravimetric analysis was performed with a TGA Q500 (TA Inc., New Castle, DE) on 5-15 mg of sample for each experiment in a nitrogen atmosphere. The temperature range and heating rate were 30-800ᵒC and 10ᵒC/min, respectively. The analysis was repeated twice on different samples. Thermal transitions of the samples were studied using differential scanning calorimetry (DSC). The instrument used was a DSCQ2000 (TA Inc., New Castle, DE) with a hermetic pan (T 090127). Before analysis, the samples were dried at 50ᵒC under vacuum overnight. The samples were heated from 40 to 205ᵒC at a temperature ramp of 10ᵒC/min. The samples were then cooled to 30°C and a second heating cycle was performed by heating the samples again to 205°C at 10°C/min. An empty pan was used as a reference.

NanoTA AFM Measurements

Two types of hemicelluloses (SWG-HC10 and HW-HC10) pressed into a pellet were analyzed using Nanothermal analysis (NanoTA) with AFM+ system (Anasys, Santa Barbara, USA). The measurement is based on bringing a probe that can be heated into contact with a sample surface.

Then both nanoscale imaging and thermal analysis can be performed. Prior to measurements the thermal probe was calibrated with melting point standards of poly (caprolactone), poly (ethylene), and poly (ethyleneterepthalate). The measurements were performed as follows. The ThermaLever cantilever (APN-200) was used for capturing the height profile AFM image. Then, using the AFM image, the probe was targeted on an area of interest and a thermal ramp with heating rate between 15 to 25°C/min was performed. When applicable, following the thermal ramp, the film was again imaged to observe the thermal patterns on the films.

Solubility and film formation

A determined amount of SWG-HC10 or HW-HC10 was added to a known volume of the solvents (Dimethylsulfoxide (DMSO), 90% DMSO/10% H2O, Tetrahydrofuran (THF), 5% Hydrochloric acid (HCl), 5% sodium hydroxide (NaOH)) and mixed overnight separately at room temperature and 60°C. The mixture was then filtered and the amount dissolved was calculated. For film formation, the mixture was poured into a Petri-dish and the liquid was allowed to evaporate overnight in the oven.

Intrinsic viscosity

The intrinsic viscosity of the pulp was determined by a standard ISO 5351-1. The limiting viscosity number of cellulose is determined in dilute cupriethylenediamine (CED) solution.

Alkali resistance (R18)

The alkali resistance of the pulp R18 was determined according to ISO 699-1982.

Results and Discussion

Hemicelluloses extraction

The chemical composition of SWG, as well as B-HWP are listed in Figure 1. It has been indicated

that the SWG delignification step reduces the lignin content from 20.3 to 12.7 %. It was shown also that the hemicellulose content in SWG (27.8%) is higher than that in B-HWP (13.9%). The chemical composition of SWG and B-HWP may depend on their variety, growing conditions, bleaching and storage conditions. Furthermore, the low hemicellulose content in the B-HWP compared with SWG is due to the pulping and bleaching processes which removes all of the lignin in combination with some hemicellulose. Our results are close to other research results in which it was indicated that SWG is made up of 37% cellulose, 29% hemicellulose, 19% lignin and 6% ash [27]. Our results indicated that at low alkaline concentration (3% NaOH), a very low yield of hemicellulose is obtained (about 40% yield on original hemicellulose). This observation can be attributed to the inability of the alkaline solution to solubilize the hemicellulose at this low concentration due to the hemicellulose still being bound to lignin. Increasing the concentration of NaOH to 7 and 10% increases the yield of extracted hemicellulose from partially delignified SWG to about 72% of the original hemicellulose (22% of the total biomass). The high solubility of hemicellulose at this alkaline concentration can be attributed probably to the cleavage of the esterbond between ferulic acid and hemicelluloses by the dilute alkali. We also observed that increasing the concentration of NaOH to 13 and 17% reduced the yield of hemicellulose to 62.3 and 56%, respectively, of the original hemicellulose from partially delignified SWG. The reduction in the retained hemicellulose at high alkaline concentration was due to the degradation of hemicellulose.

Indeed, it was reported that the increase in the alkali concentration can result in many variations in the polysaccharides [13], [14]. Alkali extractions have the drawback of eliminating acetyl functionalities. Also, a substantial quantity of hexuronic acid compartments in 4-Omethylglucuronoxylans are cleaved and alkaline degradation occurs at the reducing ends of the polysaccharides [13], [14]. 

Chemical characterization of Hemicellulose

Different hemicellulose composition, structure and amount could be obtained from different The compositional analysis of the different types of the extracted hemicelluloses is listed in Table 2. For the hemicellulose fractions extracted from SWG it can be clearly observed that with the increase in the NaOH concentration from 3% (SWG-HC3) to 17% (SWG-HC17) the xylose and glucose content increased from 72.2% and 2.4% to 81.7% and 3.9%, respectively. However, an opposite trend can be observed for galactose, arabinose and lignin in which they decreased as NaOH increased from 3% (SWG-HC3) to 17% (SWG-HC17). The structure of the major hemicellulose type in SWG (arabinoxylan) reveals that the arabinose/xylose ratio can provide a clear indication of the degree of linearity or branching of the hemicellulosic materials [30]. The increase in the xylose content and the decrease in the arabinose quantity with the increase in the alkali concentration is attributed to the cleavage of the arabinose branches and results in a more linear xylan polymer. This explanation is further confirmed with the decrease in the galactose content which is due to the cleavage of the galactose branches in other minor hemicellulose types found in SWG.

The slight increase in the glucose content can be explained as a minor degradation of the cellulose fibers as the alkaline concentration increased. Furthermore the reduction in the lignin quantity with the increase of the NaOH concentration is attributed to the increase in the frequency of ester linkage cleavage between hemicellulose and lignin and thus more lignin is removed. These data showed that the hemicellulosic portions obtained in the alkali solution of higher concentration had more linear structures. The relatively high xylose (89.5%) quantity obtained from the compositional analysis of HW-HC10 provide a clear indication that the major hemicellulose found in B-HWP is xylan. The purity of the hemicellulose from the B-HWP was determined to be the highest, as expected due to the extensive bleaching operations commonly used for kraft pulp. Furthermore, hemicelluloses are polymeric materials that are known to have a relatively low molecular weight (MW) compared with cellulose with a degree of polymerization (DP) that ranges between 80 and 425 monomeric residues [31]. The degree of polymerization (DP) of the different hemicellulosic materials are shown in Table 2. The results indicated that SWG-HC10, in which the hemicellulose fraction was extracted from SWG by 10% NaOH, had the highest MW of 64,288 g/mol (DP 392). This fraction had also the highest yield of biomass (22%). The discharge of relatively high MW hemicelluloses can be explained by the severe interruption of the macrostructure of the SWG holocellulose through the alkaline treatment.

The MW of the extracted hemicellulose from SWG increased from 47,700 to 64,300 g/mol as alkali concentration increased from 3 to 10% due to the increased dissolution of large molecular size hemicelluloses. Conversely, an increase in NaOH concentration from 10 to 17% decreased the MW of SWG extracted hemicellulose into 35,300g/mol. This indicates that a significant amount of the solubilized hemicellulose was degraded during the extraction with high alkaline concentration.

Table 3 and Figure 3 represent the FT-IR spectra of all hemicelluloses. The spectra were examined in the frequency range of 650-4000 cm -1 . All hemicellulosic fractions appeared to be rather similar.

Analysis indicated the absorbance at 3000-3640, 2889, 1483, 1416, 1045, 985 and 898 cm -1 that are associated with native hemicellulose [32]. The 985 cm -1 band is attributed to C-O stretching, which is characteristic of carbohydrates structure. A sharp band at 898 cm -1 is characteristic of ß-glucosidic linkages between the sugars units [32]. In the carbonyl stretching region, the band around 1678-1598 cm -1 are probably due to the absorbed water. Hemicelluloses have a strong affinity for H2O, and these carbohydrate polymers in the solid state may have disordered structures that can be easily hydrated [33]. A very small peak at around 1505 cm -1 can be observed in the spectrum of the SWG-HC samples; this is attributed to the aromatic skeletal vibrations, implying the occurrence of a small amount of the associated lignin. The absence of this band in HW-HC10 is also an indication of the absence of associated lignin in B-HWP. Furthermore, the absence of the band at around 1740-1710 cm -1 relating to the carbonyl functionality, revealed that the acetyl group in xylan were removed in alkali solution. 

Thermal behavior of the hemicellulosic materials

The thermal properties of the different hemicelluloses were studied by thermogravimetric analysis (TGA), differential scanning calorimetric (DSC) and NanoTA AFM measurements. The TGA results are shown in Table 4. The data are collected after a drying step to remove moisture for 10 min at 105ºC. The HW-HC10 primary decomposition was at 210-306ºC, whereas the SWG samples were at a higher temperature range of 258-301ᵒC. This may be due to lignin and its potential crosslinks in the SWG samples [34]. The HW-HC10 showed a significantly higher residual mass remaining (26.6%) after heating to 800ºC compared with all SWG-HC fractions (≈19%). SWG-HC17, which has the lowest molecular weight (DP 215), shows the lowest residual at 800ºC of about 15.6%, much lower than the 19.3% of SWG-HC10 which has the highest MW (DP 392). This suggests that the thermal stability of the hemicelluloses decrease with reduced molecular weight in agreement with other observations in the literature [35].

The glass transition temperatures (Tg) of the hemicellulose materials, as well as the ∆Cp are reported in Table 4. The Tg is identified as the midpoint temperature of the transition region of the DSC curves. The results indicate that HW-HC10 has a higher Tg (144.3ᵒC) compared with all SWG-HC samples (136.2-139.5ᵒC) (Table 4).

To further evaluate the glass transition, a Nano-TA Atomic Force Microscopy (AFM+) was used.

With the AFM+ system the thermal response of nano-regions of the material is measured as the cantilever (holding the probe) deflection is determined as a function of rapidly ramping temperature. When the temperature of the probe is increased it will heat the nano-region of the sample at the contact point. An increasing deflection reflects thermal expansion of the material. A drop in deflection indicates penetration of the probe into the material revealing a softening or melting point. This change typically occurs at the glass or melt transition of the sample.

Representative thermal ramps are presented in Figure 4. For example, thermal analysis with the nano-TA of the HW-HC10 and SWG-HW10 systems, appeared to have softening points around 147 and 132°C, respectively (Figure 4) which are near the DSC measured value. It is not expected that the softening points from nano-TA and DSC are the same since the heating rate and other experimental conditions are different. However, both the DSC Tg and the nano-TA softening points are higher for the HW-HC10 and SWG-HW10 samples. The analysis of the distribution of results from nano-regions showed that these materials are homogeneous. The standard deviation of the softening points were 3 and 4°C for HW-HW10 and SWG-HW10, respectively.

The Nano-TA results are in agreement with the DSC results regarding the higher Tg of the pure hemicellulose compared with the lignin containing hemicelluloses. This in combination with the Tg results of the series of switchgrass extracted hemicelluloses provides an indication that lignin is probably acting as a plasticizer between the hemicellulose polymeric chains 

Hemicellulose solubility and film formation

The solubility and film formation capability of the SWG-HC10 was investigated in different solvents and the results are indicated in Table 5.

It is observed in Table 5 that SWG-HC10 has a very poor solubility in THF at either room temperature or at 60ᵒC. However, this hemicellulose fraction shows very good solubility in both 5%NaOH and 5% HCl solutions at both temperatures. The solution 90% DMSO/10% water appears to be a better solvent than DMSO 100%. Indeed, the isolated polysaccharide is soluble in DMSO as a double stranded complex [36]. However, over time clusters aggregate, due to Hbonding, to form very large clusters (hundreds of strands in each cluster). DMSO is not capable of disrupting these large clusters, and so, for this reason, it needs water (10%) to compete with the H-bonds that are formed between the polymeric chains of hemicellulose [36]. The high solubility of SWG-HC10 hemicellulose in the solvents listed in Table 5 leads to a potential use of this hemicellulose fraction in the production of films and membranes from the mixture by allowing the solvent to evaporate. The films produced herein were semi-flexible, yellowish and opaque. HW-HC10 was also studied for its solubility and film formation capability. In fact, HW-HC10 showed similar solubility to that of SWG-HC10 but dried material was very brittle and did not form continuous films. The HW-HC10 and SWG-HC10 both have xylose as the major sugar unit. It appears that the lignin present in SWG-HC10 improves the flexibility of the films, in agreement with the depression of Tg of the system induced by lignin as seen in Figure 5.

Techno-economic Analysis for the Production of Hemicellulose using Bleached Market Pulp as Raw Materials

Based on our experimental results, hemicellulose extraction from non-delignified biomass results in hemicellulosic materials that are contaminated with a remarkable proportions of lignin, whereas its separation from bleached pulp results in a relatively pure hemicellulose. Removal of hemicellulose from the bleached pulp will obviously results in production of dissolving pulp which can be used as raw material for different applications such as starting material for Viscose and LyoCell as well as for production of cellulose derivatives including Carboxymethyl Cellulose (CMC) which can be used as a thickening and dispersion agent in food and cosmetic products. Our results indicated that the extraction of hemicellulose from bleached pulp release a relatively pure cellulose fibers. After extraction, the viscosity of the pulp increases slightly (from 740 into 765 ml/g) probably due to the removal of the short polymeric chain hemicelluloses and leaving the high molecular weight cellulose fibers. The purity of the pulp was remarkable, with R18-value of 96.7%. In addition, dissolving pulp shows a higher thermal stability (TGAmax 338°C) than both the bleached pulp (TGAmax 323°C) and the extracted hemicellulose (TGAmax 245°C). Indeed, hemicelluloses are known to degrade at a lower temperature than cellulose because it contain somewhat random, amorphous structure, rich of branches which are very easy to degrade to volatiles evolving CO, CO2 and some hydrocarbons.

The word wide demand for dissolving pulp is growing by 10% annually and many factories are being built or converted to meet this new demand [37]. These pulps have high cellulose content, over 90%, and low levels of hemicelluloses (2-4%) [38]. Recent studies indicated an increasing trend in the demand of dissolving pulp for its industrial applications [39]. Dissolving pulp is not used for paper manufacture, rather they are dissolved to make highly pure cellulose and cellulose derivatives (cellulose nitrate, cellulose acetate, and cellulose ethers). The global production of dissolving pulp increased significantly form 2.67 MT in 2001 to 6.68 MT in 2014 [40]. This increased production is attributed to the elevated consumption of cellulose based products including textile fibers, coatings, paints and others. Also it can be attributed to the increased cotton price and the advances in the environmental issues for dissolving pulp production. For example, it was proposed that the annual per capita consumption of cellulosic fibers will increase from its present 3.7-5.4 kg in 2030 [39].

On the other hand, the interest in hemicellulose applications is relatively growing, this interest can be reflected by the increased research done on the hemicellulose and is applications as discussed in chapter 1. Despite the increased interest in hemicellulose for its industrial utilization, there is a very limited data that concern with the cost evaluation and energy required to isolate the hemicellulose at industrial scale. To the best of our knowledge, there is no commercial hemicellulose extraction processes described in literature.

This part is aimed to study the economical feasibility to build a bio-refinery for the coproduction of dissolving pulp and hemicellulose by alkaline extraction technology using the market bleached pulp as starting material. In this study, we aimed to provide a preliminary techno-economic analysis for hemicellulose and dissolving pulp production, identify the most important cost and revenue drivers, and evaluate alternatives to improve economics.

In Figure 6, we represent the overall laboratory scale procedure to extract the hemicellulose from bleached pulp. The pulp was exposed to hemicellulose extraction by NaOH solution. The suspension was filtered to separate the filtrate (hemicellulose rich fraction) from the solid (cellulose rich fraction). The filtrate was then neutralized by adding acetic acid and the hemicellulose was precipitated using ethanol. Then the obtained hemicellulose is washed with ethanol and dried to obtain pure and dry hemicellulose fraction. On the other hand, the cellulose rich fraction was directly watched with water and then dried to obtain the dissolving pulp. In reality, the industrial level differs from the laboratory scale and several factors must be considered. In the current research, we simulated the process based on the production of 10 OD tons/day of hemicellulose plant capacity. The overall conceptual biorefinery process is shown Figure 7. In this process, the fibers in the bleached pulp will be disintegrated in the hydropulper. Disintegrated fibers will be subjected to hemicellulose extraction by 10% sodium hydroxide solution at 50°C using LP steam. The extracted solution will be filtered to separate the liquid hemicellulose rich phase from the solid cellulose rich phase. The solid phase will be washed with water, which intern will be filtered and sent to the pulp machine to get dissolving pulp sheets. The filtrate will go to sodium acetate recovery. The liquid phase will go to neutralization step with acetic acid solution. The neutralized liquid will be precipitated with 93% ethanol (2:1 of E:L ratio). Precipitated hemicellulose is washed by 70% ethanol solution. Actually, the quantity of ethanol required to precipitate and wash the hemicellulose is very high; however, this ethanol will be recycled by distillation. During distillation the ethanol will be recycled and the liquid in the bottom of the distillator will go to sodium acetate recovery. Due to ethanol recycling, a low amount of ethanol makeup will be required as reported in Figure 8. After washing, the hemicellulose will be filtered, dried and grinded to have a fine particles hemicellulose.

Sodium acetate will be produced during the neutralization step in which the acetic acid react with sodium hydroxide to produce the sodium acetate salt; however, since there is an un-neutralized stream coming to sodium acetate recovery from the filtration of the dissolving pulp which means that the sodium hydroxide is in excess to acetic acid, this requires more acetic acid to achieve equilibrium during the reaction and to have only sodium acetate. The recovered sodium acetate will be considered as an extra incomes for the dissolving pulp-hemicellulose biorefinery.

The process simulation was done using WinGems software and the techeno-economic analysis was performed using excel sheet. The inputs and outputs are shown in Figure 8. Based on our simulation, the designed refinery requires 101 tonne/day bleached pulp, 268 tonne/day acetic acid, and 37 tonne/day makeup ethanol to produce 88 tonne/day dissolving pulp, 10 tonne/day hemicellulose, and 376 tonne/day sodium acetate (Figure 8). A lot of sodium acetate is recovered by this method.

The techno-economic study was performed based on the cost of the row materials in October 2016. The capital investment, that is the money that will be used to build this industry, is reported in Figure 9. The Total Capex is MU$ 184.6. The production of sodium acetate costs $ 52.8, which represent about 28.6% of the total investment. However, the cost of the production of hemicellulose (extraction and purification) is $ 10.4, which represent 5.6% of the total investment.

Based on our results, the major product of the designed industry is sodium acetate and not hemicellulose and/or dissolving pulp. The produced sodium hydroxide will actually have a significant effect on the project economics as observed by sensitivity analysis (Figure 10). Sensitivity analysis is a common tool that is used to determine the risk of a model, while identifying the critical input parameters. It is used to evaluate the stability of a project's economics by determining the impact of certain key input parameters on the output. In fact, the sensitivity study indicated that, sodium acetate price, dissolving pulp price and hemicellulose price, all contribute positively to the base case project net present value (NPV MU$) on the positive range, while an increase in inputs price (e.g. acetic acid, bleached pulp, and others) will negatively affect the project economics. More important, is the rate at which these inputs change the project's NPV. The price of sodium acetate is seen to have the largest overall impact on project economics and the largest positive affect on NPV when it increases. However, a much lower contribution of the hemicellulose and dissolving pulp price is observed. The combined analysis reveals that by this, we are actually building a sodium acetate plant and not hemicellulosedissolving pulp plant.

In order to improve the outcomes of this plant, an alternative methods should be investigated. For example, the alkaline solution used to extract the hemicellulose can be used for several extraction sets. This will reduce the amount of the generated sodium acetate; however, a further analyses and investigations are required to check the efficiency of the alkaline solution to extract the hemicellulose if used several times and what will be the maximum sets to reuse this solution. extraction process was investigated to provide a preliminery results about the feasibilityof commercial biorefinery for the production of dissolving pulp and hemicellulose using bleached pulp as a starting raw material. Our results indicated that the scaled-up extraction is an inefficient strategy. In fact, we obtained a high capital investment for sodium acetate production (29%) and utilities (21%) and a low capital investment for the production of hemicellulose (5.6%).

Furthermore, economics are very sensitive to sodium acetate price, acetic acid cost, dissolving pulp price and capex. Alternatives to this strategy can be suggested. For instance, co-location of this industry in a pulp and paper mill will reduce the cost of the utilities and enhance the incomes. 

Introduction

Coatings are generally a thin films that are placed on some supplies and materials to improve particular properties such as corrosion resistance, water resistance, and conductivity. These products engineered specifically for their protective and functional properties [1]. Coating materials are used to coat and cover distinct parts, finished assemblies (automobiles, aircraft, and vessels), tanks, piping, metal sheet, pharmaceuticals, wood panels, paper, and paper board. But while protection is their underlying goal, they also can be aesthetic [2][3]. Coatings make up a large market, with hundreds of millions of gallons sold to customer industries per yearcalculating to billions of dollars [3]. In fact, the coatings industry in the United State and Western Europe is well established and correlates with the health of the economy, mainly housing, construction, and transportation. Total demand from 2016 to 2021 will increase at average annual rates of 3% in the United States and 2% in Western Europe [4].

The rapid evolution in human civilization and the sharp exhaustion in natural resources are the vital factors driving sustainable and renewable development. Coating industrial sector is invigorated and facilitated from the stages occupied by academia in training the following generation of scientists and engineers towards sustainable evolution and the development of new strategies and technologies. According to the market research report, the worldwide market of environment-friendly coatings in 2012 was estimated at about USD $84 billion and is anticipated to reach USD $117 billion in 2018 [5].

Paper coating resources are numerous compounds that are used to coat the paper in order to improve its glossy appearance, brightness, opacity, ink absorption, and water and grease resistance.

Coatings contribute about 10% of the total cost of paper production of which, the binder is the highest cost component in the formulation [6]. Actually, paper coated with waxes, polyolefins and other synthetic materials are difficult to recycle or compost. Natural and biobased polymers have received a great attention in edible coatings for food applications; however, their usage as coatings and films in paper and packaging is relatively recent [7].

The chief types of sustainable binders used today for paper coatings are starch, casein, and soy protein. Of these, the relative consumption on a dry basis circa 2010 was 120 million pounds of starch, 35 million pounds of casein, and approximately 20 million pounds of lattices of all types [8]. Starch was crosslinked to form an efficient paper coating material and a patent was issued in 1970 [9]. Since hemicelluloses are short chain carbohydrate polymers bearing many hydroxyl groups which show a tendency to associate with hydrophilic solvents such as water, hemicelluloses have potential to supply raw materials for the coating industry.

In the current research, a simplified coating composition of hemicellulose as a coating binder material, water and a water-soluble ammonium zirconium (IV) carbonate (AZC) salt was evaluated. The salt is capable of forming coordinate covalent bonds with the free electron pairs of the oxygen atoms of the hemicellulose hydroxyl groups. The zirconium coordinates with the hemicellulose to form gels and upon subsequent drying will be somewhat water resistant. Our results showed that the loading stress required to break an adhesive connection between two paper surfaces was 0.89, 2.02, 2.75, 3.46, and 3.11 (MPa) for 2, 4, 6, 8 and 10 % AZC samples, indicating that up to about 8% AZC crosslinker in the hemicellulose increases the adhesive behavior of the material. In addition, of the use of the material as an adhesive for paper and board is also demonstrated herein. Some other applications may be for coating of lithographic and offset printing labels, wallpaper and board posters, as a strength enhancement in paper, and as adhesives for containers and folding cartons, all of which require a degree of in-solubilization not demonstrated by unmodified polysaccharides.

Experimental part

Preparation of hemicellulose adhesive

Hemicellulose (SWG-HC10, described in chapter 2) and water were added to a round bottom flask at specific ratios to create 3-50 % concentrations of hemicellulose. The mixture was treated with ammonium zirconium (IV) carbonate (AZC, Catalog # 464597, Sigma-Aldrich) at room temperature for 30 min under continuous agitation to perform crosslinking. The percentage of AZC to hemicellulose ranged from 0-20% wt/wt basis of solids. The pH of the prepared solution was about 8-9. This procedure produced a viscous hydrogel with a slight yellow color, somewhat clear at low concentrations and opaque at the higher concentrations of hemicellulose.

Coated paper testing

To test the coating performance, the gel/paste was smoothed over the wire side of an uncoated free sheet (Bristol office paper, basis weight of 150 g/m 2 ) with a manual coating rod. A number 24 wire wound coating rod (wire diameter of 0.61 mm) was used to produce a wet coating film of approximately 61 microns expected thickness. The coating formulation was manually metered onto the wire side of the sheet and then coated with the rod. The coating formulations included different combinations of hemicellulose crosslinked and uncrosslinked with different levels of AZC and water. After coating the samples were allowed to air dry overnight.

The gloss that represent the optical property of specular reflection from the surface was tested according to Tappi Method T480, 75 degrees Parker Print Surface roughness which measures the average surface roughness based on air leakage at the surface pressed against a metal cylinder (PPS, 1.0 MPa) were tested according to TAPPI procedures prior to performing the Hercules Size Test (HST) (Hercules Size Test indicating the water resistance of a paper substrate).

The viscosity of the hemicellulose material was measured using a Brookfield cone-plate viscometer; model LVT, spindle#2 at 30 rpm, 25°C (ASTM Method D 2196-81).

Results and discussion

As a crosslinking agent, ammonium zirconium (IV) carbonate (AZC) can react with polymers containing hydroxyl groups and carboxylic groups (Figure 1). Similarly, with relatively large number of hydroxyl groups in its molecule, self-assembly of AZC molecules can also occur.

Therefore, in a one-component system of AZC solutions, AZC self-crosslinking can occur. In a two-component system of AZC hemicellulose blends, both AZC self-crosslinking and AZChemicellulose co-crosslinking exist and may compete with each other. which can be used as coating material. The AZC significantly causes a gel to form and increases the viscosity of the material. The hemicellulose viscosity of the coating formulation increased with the increase in the concentration AZC in the range of 0 to 10% AZC levels, Table 1. The measured viscosity was lower at 20% AZC, probably due to the agglomeration of the material interfering with the viscosity measurement. The increased viscosity at 5 and 10% AZC also endowed the coating formulation with better shear flow characteristics during the lab based rod coating, producing a smoother well distributed coating surface. The material at 20% AZC did not form a continuous film but formed an irregular suspension of solid granules that could not be used as a coating material, Figure 2. Several % solids levels of the hemicellulose-AZC were evaluated with manual coating trials. A quantity of about 23% solids content was determined to be optimal for spreading the gel onto the surface of the paper. The addition of hemicellulose with no AZC cross-linker was shown to increase the gloss, smoothness, and water resistance of the paper surface relative to the uncoated sheet, Table 5. The presence of AZC in the coating improved the paper gloss, smoothness and liquid resistance at the 5% and 10% AZC levels relative to the uncoated sheet. The 10% AZC level did not appreciably improve the coating properties over the 5% level. As stated above the coating distribution and properties of the 20% AZC material were very poor. 

Conclusion

A new hemicellulose based coating/adhesive was prepared by mixing hemicelluloses, ammonium zirconium carbonate and water. The prepared crosslinked hemicelluloses coating/adhesive showed a significantly improved coating/binder effect when the ammonium zirconium carbonate gel was about 5-10 % by weight of the hemicellulose. Also, the loading stress required to break an adhesive connection between two paper surfaces was 0. 

Introduction

There is an increasing trend towards the utilization of sustainable and renewable resources. [1][2].

Biomass, has been widely used in many disciplines, and converted into a wide range of marketable products such as fuel, chemicals, paper, plastics, and pharmaceutical products [3][4]. Biomass is divided into two categories, first and second generation. In the former, they are edible biomass based-products mostly composed of starch-rich plants [6]. Starch is a food based product and its wide industrial applications may lead to issues including food shortages and increased pressure on the current crops growth with possible food price increases. Societies increased demands on food systems has caused many to look for non food replacements for starch, such as second-generation biomass, which consists of residual non-food parts of the current crops or other non-food sources such as forest resources. These materials include cellulose, hemicelluloses and lignin [6], available in massive quantities.

One application of natural polymers are as hydrogels which are crosslinked polymeric networks that are capable of absorbing large volumes of water or biological fluids in a short time and can retain the absorbed fluid even under heating or some pressure [7]. The presence of hydrophilic groups such as -OH, -CONH-, -COOH, -CONH2, and -SO3H in polymers forming hydrogels stems from their affinity to absorb water [8]. In 1926, Dorothy Jordan Lloyd have defined hydrogel as "the colloidal condition, the gel, is one which is easier to recognize than to define" [9]. This definition was raised because hydrogels owes certain solids and liquids properties.

Indeed, as solids they don't flow and as liquids they allow the diffusion of small molecules.

However, nowadays, hydrogels are viewed as a smart and stimulus responsive materials that changes their swelling property in response to environmental changes (pH, temperature and ionic strength) [10]. For instance, the presence of solutes depresses the thermodynamic activity of water which is linked to polymer swelling [11][12].

Hydrogels have been used in several applications that include; hygiene (disposable diapers and feminine care products), agriculture (water retention, and pesticide delivery), biomedical materials (drug carriers, wound dressings, and tissue engineering scaffolds), biosensors and others [13]. The hydrogels used in drug delivery systems are of great interest because they are able to alter their volume in response to environmental stimuli expeditiously [14][15]. Biopolymers, including starch, proteins, gelatin, hemicelluloses, lignin, cellulose, and their derivatives have been copolymerized or blended with other synthetic polymers to create composites that can be used to manufacture bio-polymer based hydrogels [16][17] [18].

Reactive extrusion is a technique known to be exploited by plastics industry to mix polymer formulations to obtain thermoplastic materials. It is known to be suitable for many reactions, including polymerization and grafting as a continuous and solvent-free process. This technique allows the material processing to be performed at a flexible scale without the need for solvents.

Native bio-polymers typically cannot be processed by the reactive extrusion due to the strong hydrogen bonds between the polymeric chains at the inter and intra molecular levels [19]. Several substances have been used as a plasticizer for bio-based polymers including: citric acid, glycerol, sorbitol, urea and others [19][20]. The presence of plasticizer can facilitate the reactive extrusion processes and thus, enables the biomass processing and modification with great advantages in scalability.

For instance, citric acid (CA) is a multi-carboxylic structure with three carboxyl and one hydroxyl groups. CA is produced mainly by the fermentation of some carbohydrates and is generated as a nontoxic metabolic product of the body in all living cells that use oxygen as part of cellular respiration. The carboxylic groups of CA can esterify the hydroxyl groups of biopolymers and at the same time crosslink the polymers [21]. According to several studies, the structure of CA dictates its functions: as a plasticizer, crosslinking agent, and/or hydrolytic agent [21][22].

Although the crosslinking reaction of a biopolymer with CA can take place at high temperature, the presence of a catalyst, an example being sodium hypophosphite (SHP), is essential for the reaction to proceed rapidly to achieve a highly esterified crosslinked material [23][24].

In this research, we have developed biodegradable hydrogels based on the biological macromolecules, starch, lignin and hemicellulose by reactive extrusion. To our knowledge, this is the first report of the development of drug delivery hydrogels by reactive extrusion from these macromolecules. The natural polymers were plasticized and crosslinked by CA in the presence and absence of SHP as a catalyst. The present investigation was aimed to focus on the basic differences between the first and second generation biomasses as a drug delivery system. The biobased hydrogels were characterized for their processing conditions and the influence of CA on the polymer forming hydrogels during the reaction was determined. The dynamic swelling of the resulting gels were studied at different pH in buffer solutions and the types of water-transport mechanisms were analyzed. Also, the hydrogel degradation at physiological condition was determined over a period of 15 days and the effect of the degradation on the mechanical properties were examined. Interesting hydrogels were produced from all three biopolymers with good potential as drug delivery systems.

Experimental part

Materials

Commercially available unmodified corn starch was provided from Cargill, USA (CAS: 9005-25-8), Kraft lignin (SWKL -Indulin AT™, Westvaco), hemicellulose extracted from bleached hardwood pulp (HW-HC10) as described in chapter 2 , citric acid monohydrate granular was obtained from Mallinckrodt chemicals (CAS 5949-29-1) and sodium hypophosphite monohydrate (CAS 10039-56-2) was obtained from Sigma-Aldrich.

2.2.Hydrogel preparation by reactive extrusion

Hydrogels were synthesized based on the three different natural polymers, starch, lignin, and hemicellulose. The hydrogels were prepared using a micro-extruder (Xplore, Micro 15cc Twin Screw Compounder). The extruder feed is open to atmosphere and the outlet pressure is not measured; there is a recirculation line in the extruder. Several formulations were prepared by varying the CA contents from 20 to 200% (wt CA:wt polymer). Also SHP was included in some formulations, when included it was 20% relative to CA content in the desired formulation (wt SHP:wt CA). The residence time in the extruder was either 2 or 5 min of recirculation, and a screw rotation speed of 120 rpm was used. The twin-screw extruder was maintained at a temperature of 120°C. (Thermogravimetric analysis showed no degradation of the carbohydrates and lignin at 120°C.) The formulations are listed in Table 1 and the extrusion process is illustrated in Figure 1. 

2.3.Characterization

FTIR analysis were performed on the samples from 4000 to 650 cm -1 , with a spectral resolution of 4 cm -1 . The spectra were recorded on a single reflection attenuated total reflectance (ATR) FTIR technique performed by a Platinum ATR Alpha instrument with 40 scans. The samples were washed with copious amounts of water to remove unreacted citric acid and SHP prior to FTIR analysis.

The carboxyl content can be determined after excessive washing of the material with water to remove unreacted citric acid and SHP. Acid-base titrations were used to determine the carboxyl content of the absorbent materials, a known amount of synthesized product was dissolved in excess 0.1 N NaOH (pH 12.5) and was allowed to react with the sample for 1 h. The remaining excess amount of NaOH was determined by titration with 0.1 N HCl using phenolphthalein as an indicator. The carboxyl content in milliequivalents of acidity per 100 g is calculated as:

Carboxyl Content = (V 𝑏 -V 𝑎 ) × 𝑁 W × 100 
Where, N is the HCL normality (eq/L), Vb = Volume of HCL without sample (mL), Va = Volume of HCl in the presence of sample (mL), W = Weight of sample (g)

The degree of esterification and degree of substitution were determined by first dissolving the product in DMSO in a conical flask for 12 h, and then adding an excess of 0.3 N NaOH to the solution to saponify the ester for 2 h. The excess NaOH was determined by titration with calibrated HCL to determine the percent esterification and the degree of substitution [25].

Degree of esterification = 6.005(𝑉 𝑏 -V 𝑎 ) × 𝐻 W × 100 
Where, H = Normality of HCL (eq/L), Vb = Volume of HCL without sample (mL), Va = Volume of HCl in presence of sample (mL), W = Weight of sample (g).

Degree of substitution = 162 × 𝐸(%)

(100 × M) -[(M -1) × 𝐸(%)]
Where, E (%) = Degree of Esterification, M = Molecular weight of crosslinking agent (Citric acid 192.124 g/mole)

2.4.Swelling behavior

Dried hydrogels were left to swell within a permeable plastic fine mesh specimen holder in 10 ml buffer solutions (Titrisol, Merck) of different pH: 4, 6, 7.4, 8 and 9 at 37°C. Swollen gels inside the specimen holder were removed from the buffer solution at regular intervals blotted on filter paper, weighed and then replaced in the solution. Measurements were taken until equilibrium hydration degree was reached. The percentage swelling at time (t), Wt (%) and at equilibrium, Weq (%), was calculated from the following equation:

𝑊 𝑡 (%) = 𝑀 𝑡 -𝑀 0 𝑀 0 × 100 𝑊 𝑒𝑞 (%) = 𝑀 𝑓 -𝑀 0 𝑀 0 × 100
Where M0 is the mass of the dry sample, Mt is the mass of the swollen gel at time (t) and Mf is the final mass of the swollen gel at equilibrium of the immersion.

Results and discussion

Hydrogels formation and extrusion process

Evaluation of the different compositions was performed by monitoring the extrusion process, with the extrusion torque reading reflecting the extrudability of the starch, lignin and hemicellulose materials in the presence of CA and with and without catalyst, Table 1 and Figure 2. Citric acid has been reported to have a glass transition temperature of 11°C [28], which we have confirmed using DSC for the CA used in this study (data not shown), much lower than the glass transition temperature of lignin (185°C), starch (190°C), and hemicellulose (144°C). Thus, when mixed, the system Tg of CA and the biopolymers is expected to be lower than that of the biopolymer. In fact, DSC experiments on simple mixtures of CA with biopolymers showed a reduction in the Tg of the biopolymer with increased amounts of CA.

Samples without CA would not extrude, reflected by a high torque above 6500 N. This behavior is due to the excessive H-bonding between the entangled polymeric chains. The increase in CA concentration induces a reduction in the extrusion torque for the three natural polymers. This decrease in the extruder torque varies between the biopolymers mainly due to structural and molecular weight differences between the biopolymers. Actually, starch shows the best processing with the increase of CA concentration to reach 50 N when the CA concentration was 100% compared to 1300 N for lignin and 6550 N for hemicellulose at the same CA concentration.

However, hemicellulose was not able to be extruded until the CA concentration reached 150% and above. The ease of starch extrusion compared to lignin and hemicelluloses arises from being a semicrystalline polymer with a fraction of crystalline regions not disrupted during extrusion. In contrast, branched, highly crosslinked lignin and branched amorphous hemicellulose had no crystalline regions and had higher viscosity.

Furthermore, as it is indicated in Table 1, not only does the CA concentration determine the feasibility of the extrusion, but also the residence time of the macromolecules in the extruder and the presence of SHP catalyst have a significant effect. The increase in the residence time from 2 to 5 min as well as the presence of SHP may increase the crosslinking yield in the extruder and thus crosslinking will increase the viscosity and generate a thermosetting material that cannot be processed in the extruder (Table 1).

As depicted in Figure 3, heating of CA triggers the formation of reactive anhydride with the release of one water molecule. This anhydride can react with the hydroxyl group of the biopolymer resulting in the formation of monoester polymer with citric acid grafted on the biopolymer. With further heating, another water molecule will be released to form a polymer grafted anhydride. This can react with another biopolymer to generate a crosslink between polymeric chains. Other research has proposed that SHP can serve as a catalyst for the reaction of biopolymers and citric acid [29][30]. According to that research, in addition to being a catalyst, SHP can be considered an electrophilic agent, making a bridge between one molecule of biopolymer citrate and another molecule of native polymer, making crosslinks. In this case, SHP is considered to be a reactant, not a catalyst (Figure 3) [29][30].

In fact, the extruded materials were referred herein as crosslinked hydrogels. It is understood that some materials that behave like rubbers, without evident flowing at room temperature, are also known as crosslinked materials. All the materials synthesized by reactive extrusion herein were flowing in the extruder. Consequently, all the polymer chains were not chemically crosslinked. By both the chosen strategy and processing, CA first acts as a plasticizer and then as a crosslinking agent by its functionality. To be compatible with the extrusion process, the rates of reaction by the trifunctional CA must not reach the gelation as defined by the Flory and Stockmeyer theory. The reaction was stopped with possible microgels formation but prior the gelation. Despite that, the materials behave globally like gels at room temperature. One very possible reason for this is the presence of strong inter-chain hydrogen bonds at room temperature that can exist after the chemical modification, which are strong enough to produce this gel behavior with physical interactions well described in colloids with hydroxylated polymers but are not by a chemical crosslinking that could be expected with high CA conversion rates. 

Hydrogels characterization

In order to investigate the occurrence of those reactions, FT-IR analysis for the different materials was performed and shown in Figure 4. The FT-IR analysis indicated the same peaks between thoroughly washed control samples and the extruded materials, except for an additional peak at around 1718 cm -1 attributed to the stretching band of the carboxyl and ester carbonyl bands [24],

indicative of a reaction of citric acid with the biopolymer. All samples have a broad band at about 3100-3500 cm -1 which is attributed to a stretching vibration of OH. The absorption peaks at 1145 cm -1 are attributed to asymmetric stretching of C-O-C bridge and the 995 cm -1 attributed to C-O stretching. Aromatic ring bands and C-H deformation of lignin and lignin based hydrogels are between 1506 and 1450 cm -1 . The carbonyl at 1718 cm -1 peak intensity increased qualitatively when SHP was added, indicating more carbonyl groups are formed. Indeed it can be observed that the peak at 3350cm -1 decreases qualitatively in the presence of CA and SHP compared to the natural polymers, indicating the conversion of hydroxyl to esters. 2). The carboxyl content and degree of substitution was further increased with the presence of SHP and with the increase in the residence time in the extruder. The extruded materials had a darker color than the native carbohydrates. This is expected since crystals of citric acid change from white to orange upon heating to 120 ºC. CA can react with all three hydroxyl groups in the anhydroglucose monomer of starch and with two hydroxyl groups in the xylose monomer of hemicellulose. However, due to its complex structure the reaction of CA with lignin varies depending on the mono-lignol residues of the lignin. The esterification reaction between the biopolymers and CA could result in CA mono-, di-, and tri-esters in case of starch, mono-and di-esters in case of hemicelluloses. Lignin has a rich quantity of -OH and is known to have about 0.8-11 μmol/mg of reactive functional groups [31]. As shown in Table 2 and Figure 5 the carboxyl content increases with the increase of CA concentration. The carboxyl content increases from 410 to 692 mequ/100g for 40% charge of CA (S-CA40-2) and 100% charge of CA (S-CA100-2), respectively. The presence of SHP induces an increase in the carboxyl content compared to CA alone, for example, the 692 mequ/100g the in case of S-CA100-2 increases to 916 mequ/100g in the case of S-CA100-s-2 due to SHP present in the latter sample. In addition, the residence time induces a significant increase in the carboxyl content, Table 2. The starch carboxyl content shows a higher increase than hemicellulose, presumably due to its trifunctional repeat unit (versus di-functional hemicellulose) and the increasing amount of starch that is swollen and solubilized in the reaction media with time. Hemicellulose, as a non-crystalline lower molecular weight material is not expected to increase its solubility over extrusion time.

Moreover, Table 2 and Figure 6 indicated that the degree of esterification as well as the degree of substitution as measured with titrations, increase with the same trend as the carboxyl content for the three biological macromolecules. 

Swelling behaviors of the hydrogels

The swelling behavior is a very important characteristic for polymeric systems in biomedical applications as a device for drug release. The swelling capability is a vital indicator of the hydrogel crosslinking density and its internal structure, indicating the quantity of absorbed water in the hydrogel system. The water uptake of the hydrogels was determined for a pH range from 4 to 9 and temperature of 37°C, similar to physiological conditions. The majority of the samples attained the equilibrium hydration degree in 5 h post immersion at the studied pH ranges (Figure 7 indicates the swelling vs time at pH 9). The equilibrium hydration degree (Weq) of all materials was determined after immersion time of 7 h which showed the equilibrium water uptake. It has been indicated in Figure 8 as well as in Table 3 that the increase in the pH from 4 to 9 significantly increases the hydration degree of all obtained hydrogels. For example S-CA80-2 shows the highest hydration degree of starch based hydrogels of 1380% at pH 9 compared to 345% at pH 4. The highest Weq for lignin was 446% and for hemicellulose was 590% at pH 9, significantly higher than at pH 4. The higher Weq of starch hydrogels relative to lignin and hemicellulose hydrogels is due to its higher molecular weight and more carboxyl incorporation of starch compared to the others hydrogel in accordance with other literature results [34]. The sensitivity of the hydrogels to the pH can be explained by the fact that the carboxyl group of CA in the hydrogels ionizes with increased pH. If the pH value of the contiguous medium rises above its pKa, the ionized form will induce an extraordinary increase in the electrostatic repulsion between -COO -. The first, second and third dissociation constants of CA are pKa1 = 2.94, pKa2 = 4.14 and pKa3 = 5.82 [35]. This repulsion results in the formation of a very loose structure capable of absorbing a relatively high amounts of water. Moreover, under more basic media, the unreacted hydroxyl groups of the biopolymers are capable also of deprotonation which will induce an extra swelling in the hydrogel. At low pH the carboxylic acid groups of the grafted CA are in the protonated form and thus, the hydrogels exhibit the lowest swelling capability (Weq) for pH 4 [36][37] (Figure 9). Furthermore, increases in the grafted CA concentration should increase the carboxylic acid content. However, highly crosslinked hydrogels have a Weq significantly lower than those with a lower degree of crosslinking. This is attributed to the lower ability of the polymer chains to extend and swell. This phenomena can be observed upon comparing the SHP containing hydrogels with those without SHP of similar formulation. For example, the Weq at pH 9 of S-CA80-2 is 1380% but is 1207%

for the same conditions but with SHP (S-CA80-s-2). The same observation of lower Weq can be made for a majority of the samples that have higher crosslinking at 5 min than 2 min. The diffusion mechanism of small molecules through a gel structure is classified according to the diffusional coefficient, (n) [37][38]. The initial swelling data were fitted using the following equation:

𝑀 𝑡 𝑀 𝑒𝑞 = 𝐾𝑡 𝑛
Where Mt and Meq are the masses of water absorbed at a given time t and at equilibrium condition, respectively, k and n are constants [37][38]. Drug delivery systems can be classified based on the release profile of the bioactive agent from the system. The classification includes a Fickian system (n = 0.5) where the transport of molecules through matrix without any specific interactions between liquid molecule and matrix take place, anomalous transport system (n = 0.5-1) where both diffusion and polymer relaxation simultaneously control the overall rate of water uptake, case II transport systems (n = 1) that considers interaction between penetrant molecule and polymer matrix and finally, super case II transport systems (n>1) that represents plasticization at the gel It was observed from the pH controlled swelling of the obtained hydrogel, that the highest drug release can be obtained in alkaline medium, based on the diffusion of water into the gel data, whereas the lowest release can be achieved at acidic medium. The controlled drug release rate depends on which part of the body the material is targeting, such as the duodenal glands (pH 8-9), pancreas (pH 8-8.3), small and large intestine (pH 7.5-8), or stomach (pH 1-3).

Dynamic degradation behavior of the hydrogels:

The degradation as determined by mass loss versus time in simulated physiological solution (pH 7.4) is shown in Figure 10. For all the studied samples, an extremely high weight loss rate was obtained after the first day of immersion in water. This trend is reduced after day 2 until a stabilization in the weight loss is achieved after day 12. One study reported that the degradation of biopolymers when immersed in water is related to: (a) an initial step of leaching of the plasticizers (it is required in the sample formulation to allow material to be processed in the reactive extruder);

(b) elimination of lower molecular weight chains generated from the thermal degradation that occurred in previous processing stages; and (c) chemical degradation [39].

In starch based hydrogels, the highest initial weight loss was observed in S-CA100-2 (25%) which contained the highest amount of CA in this group. This effect can be attributed primarily to the plasticizing effect of CA. The excess unreacted CA is free in the hydrogel matrix and can leach easily from the system. However this sample shows a significantly lower weight loss (37%) after 15 days of immersion compared to S-CA60-2 and S-CA40-2 which shows 38 and 51% weight loss, respectively. This observation is attributed to the increased crosslinking density for the higher CA reaction charge, which stabilizes the hydrogel structure by developing more crosslinks. This effect of lower ultimate degradation with increased crosslink was further boosted with the addition of SHP and the increase in the residence time. The lowest degradation was observed in S-CA80s-2 and S-CA80-2 which have a 23 and 26% weight loss after 15 days of immersion at 37°C, respectively. Those samples show the highest swelling as well as the lowest degradation and this is due to the extremely high carboxyl content and high degree of crosslinking. On the other hand, both lignin and hemicellulose based hydrogels show a higher weight loss than starch based hydrogels after 15 days of immersion. This is mainly due the lower molecular weight of lignin and hemicellulose relative to starch. Indeed, the lowest weight loss in the lignin and hemicellulose based hydrogels was 46 and 59%, respectively. An important observation in the hemicellulose based hydrogels is that about 38-43% of the initial weight depending on the formulation of the sample was lost after the first day of immersion. This is due to the extremely high CA content compared to starch and lignin based hydrogels, this CA as discussed above can leach easily from the system.

In all cases, increased hydrogel crosslinking reduces the weight loss after 15 days of immersion.

However, the main weight loss inducer during the first day of immersion is primarily attributed to the free unreacted CA plasticizer which can leach easily from the hydrogel matrix. Furthermore, due to enzymatic activity, those hydrogels will probably degrade quicker when applied for in vivo applications.

Changes in the Mechanical Properties of the Hydrogels with Immersion Time

In order to determine the correlation between the mechanical property changes and the degradation of hydrogels, constant frequency compression tests for different dynamic strains were performed on some selected hydrogels during degradation. Figure 11 shows the stress-strain curves of S-CA80-2, L-CA100-2 and HC-CA200-2 hydrogels during the degradation study. Those samples were selected for this study for the reason that they have the highest swelling and a low degradation extent in their group. The dynamic compression modulus is the ratio of stress to strain, and it is an important parameter of compressive deformation. Figure 12 shows the compression modulus of the hydrogel at the strain of 12%. A greater value of compression modulus indicates more stiffness of the hydrogel, and a lesser value indicates that the hydrogels are more compliant and easy to compress. The compression modulus of the samples decreases with immersion time presumably due to a combination of the degradation of the gel structure and the increased swollen nature of the gel with the aqueous fluid. 

Conclusion

This research describes the development of drug delivery hydrogels from natural polymers, starch, hemicellulose, and lignin using reactive extrusion in the presence of citric acid with and without SHP catalyst. Equilibrium swelling of the hydrogels was as high as 1380%. Based on the material formulation, as well as the pH of the medium, the produced hydrogels may show extreme differences in swelling behavior. Hydrogels swelling degree increased at high pH values due to electrostatic repulsion generated by the ionized citric acid moieties grafted to the polymer.

Furthermore, the weight loss of such a system in physiological solution is highly dependent on the concentration of CA during the reactive extrusion process and also dependent on the molecular weight of the polymeric material. The combination of the properties of the developed hydrogels might allow for the application of these renewable plant based biopolymers in a wide range of biomedical applications. This study demonstrates the characteristics and potential of natural polymers as a drug release system.

and chitin, representing about 20-35% of lignocellulosic biomass, and has not yet found broad industrial applications as does cellulose [8]. Actually, hemicellulose not incorporated into paper products is not utilized for value-added applications, rather it is primarily incinerated to produce energy. In the paper industry, much of the hemicellulose remains in the fibers, which provides a strength benefit to the paper product. Moreover, another portion of hemicellulose is discarded as a waste material during pulping, bleaching and other operations or used for energy [8][9] [10].

However, in order to improve the "bioeconomic value" extracted from biomass, it would be beneficial to pre-extract hemicellulose prior to the pulping process and develop a number of bioproducts such as biochemicals and biomaterials. This could be an important part of a forestbased biorefinery that offers technologies enabling the conversion of biomass into a wide range of marketable products such as fuel, chemicals, food, and materials.

Hemicelluloses are heterogeneous, low molecular weight and branched polysaccharides made up of C6 and C5 sugar units [11]. The most commonly existing sugars that constitute hemicellulose are D-xylose, D-glucose, D-mannose, D-glucuronic acid, 4-O-methyl-D-glucuronic acid, and others. The main hemicellulose type is xylan, which is estimated to count for one-third of all renewable organic carbon available on earth [12]. Hemicellulose is known to be biodegradable, biocompatible and a good candidate for varieties of biomedical applications, that include wound dressing, drug delivery hydrogel, and scaffold system in tissue engineering [13][14][15] [16].

Over the last several decades, significant research was done on the possibility of utilizing hemicellulose for applications in the plastic industry as an alternative to polyol synthetic polymers and food-based polyols (starch) [17][18][19] [20]. Hemicellulose is not actually thermoplastic [21].

However, its properties can be altered by incorporating certain functions into its backbone hence, facilitating its processability for value-added applications. Graft polymerization has been one of the commonly used approaches for the derivatization of hemicelluloses and other natural polymers [21][22]. Hemicellulose modification by graft polymerization can diminish the formation of a hydrogen bond network. This can lead to an increase in their hydrophobicity and solubility in organic solvents. Similarly, the alteration in its structure can also influence the thermal and the mechanical properties of hemicellulose based materials.

The graft polymerization of hemicellulose by grafting small poly-(ε-caprolactone) (PCL) chains onto the backbone can enhance both the processability and the thermomechanical properties. PCL grafting onto hydroxylated polymers can modify the material properties influenced by the reduction of hydrogen bonds. Polycaprolactone (PCL) is a hydrophobic, semi-crystalline and biodegradable polyester commonly prepared by ring-opening polymerization of ε-caprolactone in the presence of catalysts or by free radical ring-opening polymerization of 2-methylene-1-3dioxepane [23]. It can be degraded by hydrolysis of the ester linkages and has thus attracted significant attention for applications as implantable hydrogels [24].

In fact, PCL was approved by the FDA for biomedical applications such as drug delivery systems and scaffolds in tissue engineering [25]. PCL has been a very attractive biomedical starting materials for copolymerization and blending to develop medical devices with favorable mechanical properties and degradation kinetics [26]. Chang et al. reported the synthesis of starchgraft-polycaprolactone copolymer by ring-open polymerization of caprolactone monomer onto starch under microwave irradiation [27]. Grafting of PCL induces a significant thermoplastic and hydrophobic alteration of the grafted starch material.

In the present study, a series of hemicellulose-grafted-PCL (HCgPCL) were prepared in solution by the homogenous ring-opening graft polymerization of caprolactone onto hemicellulose. The molar ratio of caprolactone to hemicellulose was varied in the different grafting reactions. The structural features of the products obtained by FT-IR and NMR analyses are presented. The molecular weights, thermal, hydrophobic, mechanical and biodegradable properties of the materials were examined and compared. The grafted materials exhibit interesting "thermoplastic features".

Experimental part:

2.1.Hemicellulose extraction and characterization

Xylan type hemicellulose was isolated from bleached hardwood pulp by an alkaline extraction technology as described in our previous research [28]. Briefly; hardwood pulp was subjected to 10% NaOH treatment to recover a pure xylan type hemicellulose with 11% average percent yield based on the original biomass. This material showed a high thermal stability as investigated by TGA and a high Tg (144.9°C) as determined by DSC. A detailed analysis of the structural features and the physicochemical properties of the extracted hemicellulose were considered in our previous research [28].

2.2.Grafting reaction

The grafting reactions were performed according to the conditions listed in Table 1, briefly: ovendried hemicellulose (5.00 g, 0.076 mol of hydroxyl group in the hemicellulose) was poured into a 300 ml glass reactor (60 mm diameter, with a 3-necked steel cover, the steel cover anchor stirrer operating with IKA motor) containing 10 ml of DMSO solvent with silicon oil bath at 80°C.

DMSO was selected because it is a good solvent for hemicellulose and compatible with Cl grafting reaction [29]. The mixture was agitated at 60 rpm until a homogeneous viscous solution was obtained. The silicon oil bath temperature was then increased to 110°C and the ε-caprolactone monomer was introduced into the hemicellulose solution and mixed for 30 min. Then 1,5,

0] catalyst (TBD, 1% of the total mass of the reactants) was introduced into the reaction mixture and the reaction was kept for about 4 h under the flow of nitrogen gas.

TBD was used herein because it is known to be one of the most efficient catalysts for ring-opening graft polymerization [30]. The solution was cooled at room temperature and precipitated 3 times in an excess volume of diethyl ether in an ice bath. The obtained materials were poured into an aluminum pan and dried under vacuum (0.2 mbar) at 60°C for 2 days.

The average degree of polymerization (DP) of the grafted PCL sidechains was determined by 1 H NMR according to the following equation:

𝐷𝑃 = 𝐶𝐿 (𝑇𝑜𝑡𝑎𝑙) 𝐶𝐿 (𝑇𝑒𝑟𝑚𝑖𝑛𝑎𝑙)
Where, CL (Terminal) is the PCL end unit, CL (Total) is the PCL total units.

2.3.Fourier transform infrared spectroscopy (FT-IR)

FT-IR analyses were performed for the samples from 4000 to 700 cm -1 , with a spectral resolution of 4 cm -1 . The spectra were recorded on a single reflection attenuated total reflectance (ATR). FT-IR technique was performed by a Nicolet Nexus spectrometer. The spectra were obtained by an accumulation of 60 scans.

2.4.Nuclear magnetic resonance (NMR) analysis

NMR analyses ( 1 H, 13 C, homonuclear correlation spectroscopy (COSY), and Heteronuclear Single-Quantum Correlation (HSQC)) were recorded using Bruker Avance III 400 MHz spectrometer, equipped with a 5mm multinuclear broad band probe (BBFO+) and z-gradient coil.

The samples (30 mg) were dissolved in d6-DMSO (1 ml) and the spectra were recorded at 60°C (333ºK) and with 128 scans for 1D 1 H, 32 scans and 128 increments for 2D 1 H-1 H COSY and 16 scans and 256 increments for 2D 1 H- 13 C HSQC. Chemical shifts (in ppm) were expressed relative to the resonance of tetramethylsilane TMS (δ = 0 ppm).

2.5.Gel Permeation Chromatographic (GPC) analysis

The molecular weights of hemicellulose and its derivatives were determined by GPC analysis. The analyses were performed on a Malvern Viscotek HT GPC 350 system equipped with refractive index (RI) and viscometer detectors. PSS-GRAM columns with a range of 100-1,000,000 g/mol were used and the samples were eluted by DMSO at 80 °C. Molecular weights were calculated referring to a universal calibration with pullulan polysaccharide standards.

2.6.Differential Scanning Calorimetry (DSC), Tg analysis

Thermal transitions of the samples were determined using differential scanning calorimetry (DSC).

The instrument used was a DSCQ10 (TA Inc., New Castle, DE) with a hermetic pan (T 090127).

Before analysis, the samples were dried at 50 °C under vacuum overnight. The samples were heated from 25 to 165 °C at a temperature ramp of 10 °C/min. The samples were then cooled to 15°C and a second heating cycle was performed by heating the samples again to 165 °C at 10 °C/min. An empty pan was used as a reference. The glass transition temperatures (Tg) were determined from the second heating ramp by identifying the inflection points.

2.7.Thermal properties and FT-IR gas analysis

Thermogravimetric analysis was performed with a TGA Mettler-Toledo (TGA/DSC 1 STARe System) on 5-15 mg of a sample for each experiment in a nitrogen atmosphere (gas flow rate 85 ml/min). The temperature range and heating rate were 30-500 °C and 10 °C/min, respectively.

Temperature resolved compositions of gases produced during heating of the different samples were characterized using an FT-IR spectrometer (Thermo Scientific™, Nicolet™, ™50 FT-IR, deuterated triglycine sulfate (DTGS) detector) coupled to the TGA instrument. The temperatures of the sampling line and the gas cell were set to 250 °C. FT-IR analyses were performed from 4000 to 650 cm -1 with a 4 cm -1 resolution.

2.8.Film preparation

The different films were prepared using a hydraulic manual press compression mold. The materials (2 g) were loaded into a square Teflon board and subsequently compression molded under 100 bar for 2 min and then under 200 bar for 5 min at the molding temperatures of 100°C. After molding, the specimens were allowed to cool and stored at room temperature. The thickness of the obtained films was determined by an electronic caliper and was in the range of 0.2-0.4 mm. Measurements of the thickness of the designed films did not shows any significant difference.

2.9.Mechanical properties

Mechanical tensile testing of the films (35×4×0.3mm) was conducted at room temperature using a Shimadzu Autograph AG-500A (Shimadzu Corporation, Kyoto, Japan). Dog-bone shaped sample specimens were prepared according to ISO ½ standard (1BA, ISO 527.2). A crosshead speed of 10 mm/min and a 12 mm distance between grips were used. The ultimate strength, Young's modulus, and elongation at break were calculated from five independent measurements.

Grafting reaction and mechanism

In our previous research [28], we have extracted and characterized xylan type hemicellulose from bleached hardwood pulp by an optimized alkaline extraction technology [28]. The extracted xylan displays high purity with a predominant xylose content (90%). HCgPCL copolymers with various graft lengths were synthesized by adjusting the molar ratio of ε-caprolactone monomers to the anhydroxylose (Xylopyranose, XylP) residues (Table 1). The other conditions including the amount of catalyst, reaction time and reaction temperature were kept constant within the series of grafting reactions. The expected mechanism of the grafting reaction is illustrated in Figure 1. TBD is known to be an efficient catalyst for the ring-opening graft polymerizations of cyclic esters [32]. The amidine imine nitrogen (TBD catalyst) will first induce a nucleophilic attack to the ester carbonyl (CL monomer) generating an activated intermediate where the adjacent protonated nitrogen is typically suitable for proton transfer to the incipient alkoxide to generate the TBD amide. H-bond activation of the incoming hemicellulose should facilitate the esterification, releasing a grafted polysaccharide and regenerating TBD [33]. Herein, the hydroxyl groups on hemicellulose act as initiators of CL graft polymerization so that the PCL will be covalently linked to hemicellulose.

It is also expected that the hydroxyl terminal of the grafted PCL will interact with another TBD amide intermediate. Hence, stimulating a further increase in the length of the PCL tail (DP). Actually, both the hydroxyl groups of the un-grafted anhydroxylose residues and the hydroxyl terminal of PCL sidechains will compete with each other to interact with TBD amide intermediate and thereby, stimulating both the increase in the substitution ratio (SR) and the DP. The reactivity of the different hydroxyl groups will determine whether the reaction will favor the growing and propagation of PCL sidechains or the increase in the SR. In fact, others have shown that primary alcohols (-OH terminal of PCL sidechains) are more reactive toward ring-opening graft polymerization than secondary and strictly hindered alcohols [34]. Thus, at a certain point, the PCL sidechains will interfere with the ability of un-grafted anhydroxylose hydroxyl groups to interact with TBD amide intermediate, prohibiting the further increase in the SR and stimulates the increased propagation of the PCL tail. The existence of PCL grafts was first examined by FT-IR (Figure 3) in the frequency range of 4000-700 cm -1 . Analysis indicated that the absorbance at 3000-3640, 2889, 1483, 1416, 1045, 985 and 898 cm -1 are associated with the hemicellulose [35]. The spectrum of HCgPCL-1 revealed intense absorption peaks at around 2906 and 1738 cm -1 attributed to the stretching bands of CH2 and carbonyl ester (C=O) bands, respectively [22], indicative of the occurrence of the grafting reaction. The intensity of the peak at 3000-3640cm -1 for hydroxyl stretching reduces significantly probably due to the decrease of H-bonded hydroxyl groups in the hemicellulose. The hydroxyl stretching was shifted to a higher wavenumber region, explained also by the diminished H-bonding force in hemicellulose after PCL grafting [36]. 

NMR analysis

The characteristics and the chemical structures of hemicellulose and HCgPCL copolymers were also investigated by NMR analyses (Figure 4). As illustrated, the hemicellulose used herein is xylan type hemicellulose [confirmed also by the NMR analyses (Figure 4a)]. The β-(1→4) linked D-XylP residues are assigned to resonances at 3.05, 3.15, 3.25, 3.5, 3.9 and 4.25 ppm which correspond to H-2, H-5'(represent the axial proton), H-3, H-4, H-5 (represent the equatorial proton) and H-1, respectively [37]. The signals at 5.05 and 5.15 ppm are assigned to protons from the hydroxyl groups at C2 and C3 of XylP residues.

In the 1 H NMR spectra of the HCgPCL-1 copolymer (Figure 4b), the proton signals of hemicellulose were clearly evident. The signals between 1.2 and 1.7 ppm correspond to β, β', γ, γ', δ, and δ' of PCL sidechains [38]. The chemical shifts at 2.25 and 4.0 ppm corresponds to α+α' and ε, respectively. The proton signal of ε' is overlapped with protons of XylP residues between 2.8 and 3.7 ppm. Furthermore, the signal at 2.85 ppm is assigned to the proton at substituted C2 (H2g). The signal of H3g that corresponds to the proton at substituted C3 is overlapped with other protons in the area between 2.95 and 3.7 ppm. The signal of H5g (equivalent to 2(H2g + H3g)) can be assigned to the chemical shift at 4.80 ppm. Our results confirmed the successful PCL grafting onto hemicellulose). These assignments were also confirmed by 1 H-1 H COSY and 1 H- 13 C HSQC spectrum as powerful and effective techniques for quantitative and qualitative analyses of chemical structures (Figure 5).

The degree of polymerization (DP) representing the number average length of the PCL tails can be estimated based on the peak intensity of the corresponding signals according to the following equation:

𝐷𝑃 = 𝐶𝐿 (𝑇𝑜𝑡𝑎𝑙) 𝐶𝐿 (𝑇𝑒𝑟𝑚𝑖𝑛𝑎𝑙) = 𝐼(𝛼 + 𝛼 ′ ) 𝐼(𝛼 ′ ) = 𝐼(𝜀 + 𝜀 ′ ) 𝐼(𝜀 ′ ) (2) 
Where, CL (Terminal) is the end unit of PCL, CL (Total) is the total units of PCL and (I) is the integral (area) of the selected proton.

Actually, for the ease of attribution and calculation, the DP can be also presented as follows:

However, since the protons H3 and H3g are overlapped with other protons, the SR3 could be presented as follows:

𝑆𝑅 3 = 2𝑆𝑅 𝑇 -𝑆𝑅 2 (8)
Where, SR2 and SR3 are the substitution ratio at C2 and C3, respectively.

The conversion yield (CY) representing the efficiency of the grafting reaction indicated by the percentage converted into the copolymers, can be established as follows:

𝐶𝑌(%) = 𝑀𝐹 (𝑅𝑒𝑙𝑎𝑡𝑖𝑣𝑒) 𝑀𝐹 (𝐸𝑥𝑝𝑒𝑐𝑡𝑒𝑑) × 100 (9)
Actually, MF is the mole fraction, defined as: Where, m1 is the relative mole number of Cl monomers, and m2 is the relative mole number of xylose repeating units in hemicellulose chain.

𝑀𝐹 (𝑅𝑒𝑙𝑎𝑡𝑖𝑣𝑒) = 𝑚 1(𝑅𝑒𝑙𝑎𝑡𝑖𝑣𝑒) 𝑚 2(𝑅𝑒𝑙𝑎𝑡𝑖𝑣𝑒) (10) 
The DP, SRT, SR2, SR3, and CY were indicated in Table 1. The increase in the molar ratio of CL relative to XylP from 1.1 to 2.6 induces a significant increase in the DP (from 1.82 to 4.26), SRT ( 0.51 to 0.69, with higher substitution at C3 to that of C2) and CY(63.2 to 75.1%). This can be attributed probably to the increase in the compatibility of the reaction components and the mobility of the reactants. Indeed, the higher concentration of grafting agent will provide a greater availability of caprolactone molecules at the proximity of the hemicellulose chains. The hydroxyl dimethylformamide/lithium chloride (DMF/LiCl), N,N-dimethylacetamide/LiCl (DMAc/LiCl), and 1-methyl-2-pyrrolidinone/LiCl (NMP/LiCl)). In that research, the PCL grafted hemicelluloses show a low SR (0.01-0.55) and a low DP (1.00-1.54) [39].

In contrast, the additional increase of the molar ratio from 2.6 to 6.5 results in a reduction of DP, SRT, and CY. This reduction was probably due to a fast homo-polymerization of PCL compared with graft polymerization onto the hemicellulose under the high molar ratio. Furthermore, the differences in the CY among the series of grafts can be also attributed to experimental errors such as product loss during washing or incomplete precipitation. In fact, since the grafting reaction did not proceed to give a relatively high SR, then unreacted or partially grafted hemicelluloses were obtained [41]. Moreover, the SR at C2 (SR2) is significantly lower than that of SR at C3 (SR3), suggesting that the reactivity of C3 hydroxyl groups in the xylan type hemicellulose toward ringopining graft polymerization is higher than that of C2 hydroxyl group. Our results are in agreement with Zhang et al. [40] findings in which C2 hydroxyl group exhibited a lower PCL content than C3.

Molecular weights

The molecular weights (Mn) of hemicellulose and its derivatives were determined by GPC (Table 2). Our results indicated that the Mn is influenced by the DP and the SR of the grafts. The Mn of the extracted unmodified hemicellulose is 9,200 g/mol. Grafting of PCL onto hemicellulose shows a significant increase of the Mn that is proportional to the increase in the DS and SR hence, providing a further indication of the success of the grafting reaction. The Mn of HCgPCL-1 (DS 1.82, SRT 0.51) is 17,500 g/mol increases to 30,000 g/mol in case of HCgPCL-3 (DS 4.26, SRT 0.69). In contrast, HCgPCL-4 shows a reduction in the Mn (Mn 20,900 g/mol) compared to the other grafted materials, influenced by a reduction in the DP (DP3.11) and SRT (SRT 0.50). The single elution peak revealed a complete removal of PCL homopolymer.

All of the Mn of grafted materials that were produced were lower than the expected Mn based on the original hemicellulose molecular weight and the independently measured DP and SRT. Table 2 shows the estimated and actual measured results. Note that the GPC measured molecular weight is confounded since GPC is most sensitive to the radius of gyration of the polymer; grafting adds weight to the molecule but does not necessarily increase radius of gyration as would increase the length of the backbone of the polymer. Another possibility is that thermal degradation may have occurred during the grafting reaction at 110°C. Actually, others have reported that the continuous heating of hemicellulose may lead to its disaggregation, thus reducing its molecular weight [42]. Our results indicated that the continuous heating of the native hemicellulose (without any reactant) in solution at 110°C for 4h reduces its molecular weight from 9,200 to 7,000 g/mol.

Glass transition temperature (Tg)

The glass transition temperatures (Tg) of the hemicellulose and its derivatives (HCgPCL copolymers) are reported in Figure 6 of the supporting information. The Tg is identified as the midpoint temperature of the transition region of the DSC curves. The results indicate that the ungrafted hemicellulose has a Tg of 144.9°C.

Grafting of PCL onto the hemicellulose molecule reduces the Tg of the system to 84.1°C (HCgPCL-3). The reduction in the Tg was influenced by the DP and SR of the system. Indeed, hemicellulose is known to have numerous and strong inter and intramolecular hydrogen bonds that are created during the drying and the storage process of the isolated polysaccharide [43]. These hydrogen bonds induce the formation of crosslinks between the hemicellulose chains which in turn reduce the chain mobility, forming stiffer chains which need higher energy to attain the molecular motion necessary for the glass transition and thus show a higher Tg [44].

Grafting of PCL with increasing SR and DP (longer grafted PCL chains), shows a lower Tg. PCL has been reported to have a Tg of -50°C [45]. Thus, when grafted onto hemicellulose (Tg 144.9°C), the system Tg is expected to be lower than that of pure hemicellulose as already governed by the Fox Law [46]. Furthermore, the more entanglements and ordered arrangement of PCL tails (with higher DP) will diminish the capability of hydrogen bonds formation and thereby reduce the system Tg. In this case, the grafted PCL tails seem to act as an "internal plasticizer" to the hemicellulose, forming a thermoplastic material [27]. The Tg values of the HCgPCL copolymers revealed the possibility of subsequent melt-processing of these copolymers under mild conditions into bio-based plastic materials with suitable thermal tolerance. 

Thermal stability and decomposition analysis

The thermal stability of hemicellulose and its derivatives were evaluated by thermogravimetric analysis (TGA) and derivative thermogravimetry (DTG) in a temperature range from 30 to 500 °C under nitrogen atmosphere. The TGA/DTG curves are shown in Figure 2. The weight loss could be divided into three stages. In the first stage, a minor weight loss below 120 °C is explained by water loss. This represents about 11% (hemicellulose), 10% (HCgPCL-1), 6% (HCgPCL-2), 4%

(HCgPCL-3), and 4% (HCgPCL-4) of the initial weight of the materials, respectively. These results confirm the increase in the hydrophobic properties of the PCL grafted hemicellulose. In the second stage, substantial weight loss occurs as a result of the material degradation. The materials start their thermal degradation (Tonset) at 220°C for hemicellulose, and 170°C for HCgPCL copolymers (Figure 7a).

In addition, the maximum degradation rate temperature (Tmax) was determined to be 315, 280, 300, Our results indicated that the Tonset and Tmax of HCgPCL copolymers are lower than those of the unmodified hemicellulose. The increased PCL grafting actually induces a reduction of both Tonset and Tmax, providing a clear indication of the reduction in the thermal stability after grafting. The reduced thermal stability of hemicellulose derivatives can be explained by the incorporation of PCL sidechains onto the hemicellulose backbone, which will break the H-bonding between hemicellulose chains, thereby lead to a reduction in the thermal stability [47].

Furthermore, the degradation (second stage) proceeds in one step for hemicellulose and in two steps for HCgPCL copolymers, indicated by the two peaks in the DTG traces (Figure 7b). This observation can be attributed probably to the different decomposition temperatures of PCL side chains and hemicellulose backbone. Actually, the decomposition proceeding at about 225°C is probably attributed to the decomposition of PCL sidechains, while the degradation at about 310°C is probably due to the degradation of hemicellulose main chains [48].

In order to further investigate the mechanism of the thermal decomposition of hemicellulose and its derivatives, the gases produced from heating the materials (by TGA) were characterized by FT-IR spectroscopy. A representative 3D spectrogram from the TGA-IR is depicted in Figure 8. This diagram provides related information both as a function of wavenumber and temperature. The produced gases can be identified by the distinctive wavenumber peaks, while the yield history of the off-gasses can be determined by the absorbance against temperature. In agreement with the DTG curves, the majority of the gases were obtained between 200 and 400°C, confirming the decomposition of the materials in this range of temperatures. Figure 8a indicated that the native hemicellulose decomposition produces absorption profiles for H2O, CH4, CO2, and CO. The absorption peaks at 3200 and 1400 cm -1 are attributed to the OH groups of water and alcohols. The absorption peaks of CO2 were assumed to be at 2340 and 670 cm -1 . At higher temperatures, during charring reactions, a relatively high concentration of methane gas (CH4) was produced (3100 cm -1 ). Our results are in agreement with the findings of other research groups [49][50] in which they performed a detailed study of the thermal degradation mechanism of hemicellulose. On the contrary, HCgPCL-3 copolymer shows a similar absorption gas profile to that of the native hemicellulose but with an additional absorption peak at 1765 cm -1 (Figure 8b) attributed to the carbonyl function of a carboxylic acid produced by pyrolysis of the grafted PCL ester functions [51]. Moreover, a significant reduction in the absorption band of water (3200 and 1400 cm -1 ) in case of HCgPCL-3 compared to the native hemicellulose, provides a further confirmation of the increased hydrophobicity of the HCgPCL copolymers.

Film formation: Mechanical properties

Hemicellulose derivatives were studied for their film formation capability by compression molding. Unmodified hemicellulose did not form a continuous film probably due to its crosslinked nature favored by H-bonding [52]. In contrast, all the HCgPCL copolymers show a strong ability towards film formation explained by the "internal plasticization effect" of the grafted PCL tails (Figure 9). Furthermore, the existence of more and longer PCL tails (reflected by higher SRT and DP) will display an increased plasticizing effect and an increased ability to entangle intermolecularly which allows the film to be stretched to a higher extent. Strongly intermolecularly hydrogen bonded polymers do not show high elongation. Pure PCL displays rubber-like characteristics reflected by a low elastic modulus, low tensile strength, and high elongation at break. Actually, PCL grafting onto hemicellulose could improve the mechanical performance of the grafted copolymers. The increased DP and SR of the copolymer triggers a reduction of both the tensile strength and Young's modulus and an increase in the elongation at break of the films since the system under load can be considered to be a series of soft segments (PCL side chains) connected together between hemicellulose chains.

Films hydrophobic properties

The water contact angles of hemicellulose derivatives were examined as a function of time (Figure 11). The results revealed that the contact angle between the water droplet and copolymer films surface increases with the increase of DP and SRT. For instance, HCgPCL-1 (DP 1.82, SRT 0.51)

shows an average contact angle of 61° which increases to 81° in case of HCgPCL-3 (DP 4.26, SRT 0.69). It is anticipated that grafting of PCL onto hemicellulose backbone will influence the hydrophobic properties of the copolymer, which in turn can affect the contact angle and/or the adsorption of a water droplet [53]. Contact angles can be influenced by two main features: polarity and surface roughness. Upon evaluating the static contact angles with water, nonpolar surfaces result in higher angles due to forces of repulsion [54]. Our results verify that the copolymer films with increased DP and SRT show an increased hydrophobicity. Moreover, our results are in agreement with the finding of Lönnberg et al. [55] in which the grafting of cellulose fibers with PCL increases the water contact angle of the cellulose-based material.

Biodegradability

In order to investigate the ecological impacts of the synthesized bio-based plastic materials, the kinetics of aerobic biodegradation of unmodified hemicellulose and its derivatives are depicted in Figure 12. All the studied materials exhibit a very high ultimate biodegradability ranging between 95.3-99.7% after 28 days of analyses. The predominate biodegradation of the hemicellulose and its derivatives is attributed to the activity of the different enzymes secreted by the diverse microorganism consortium presented in the activated sludge [56]. Our results are relatively higher than the findings of Cho et al. [57] in which they reported that the degradability of starch-PCL blend can reach a maximum of 88% under aerobic conditions. Furthermore, our results indicated a similar trend of the biodegradation of pure hemicellulose and its derivatives but with a higher degradation of unmodified hemicellulose at the first day of the assessment. The microorganisms presented in the activated sludge are probably more tolerant to pure hemicellulose than PCL. The presence of PCL will require the microorganisms to tolerate and then discharge the enzymes required for the combined degradation of PCL and hemicellulose.

Moreover, the PCL content of the synthesized materials does not show a significant difference in the biodegradation properties of the copolymers.

The sample HCgPCL-4 has the lowest biodegradability kinetics compared with the pure hemicellulose and the other copolymers. This can be attributed probably to the activity of the enzymes required to degrade the PCL. The enzymes secreted by the microorganisms to degrade the PCL have a slower activity than those required to degrade the hemicellulose. Thus, the materials show a slower biodegradability kinetics with higher PCL content. The increase in the DP and SR can reduce the kinetics of the biodegradability but not affect the final biodegradable properties of the designed HCgPCL materials

In addition, the extracted and unmodified hemicellulose and the aliphatic polyester (PCL) were subjected to biodegradability tests. In fact, hemicellulose is entirely biodegradable under a vast variety of environmental conditions [58]. Also, in nature, the microorganisms can easily degrade PCL as a typical aliphatic polyester [57]. Hence, the combination of such polymers by the grafting of PCL onto hemicellulose can act as an alternative to the conventional thermoplastics and display an advanced technology in renewable and sustainable materials to reduce the environmental impacts produced by the current plastic wastes. Finally, additional studies are required to demonstrate the detailed mechanism and the properties of the degradation processes of HCgPCL copolymer in order to have a full assessment of its biodegradability.

Conclusion

Thermoplastic hemicellulose materials were designed by ring-opening graft polymerization of caprolactone. In the current study we have reported the chemistry, syntheses, and characteristics of hemicellulose-graft-poly-(ε-caprolactone) prepared in solution using TBD as an organic catalyst. PCL was successfully grafted onto hemicellulose with various ranges of SRT and DP adjusted by varying the molar ratios of the reactants, resulting in a maximum SRT of 0. The predominant modulus at a certain frequency will figure out whether the material seems to be elastic or viscous. For instance, a crosslinked material will present a marked elastic character even at very low frequencies, where G' is higher than G''. In contrast, in the same range of frequencies, a lower G' than G'' is an indication of a viscous solution or liquid-like material. However, experimental assessment to the very low frequencies data remains a tricky issue for such thermosensitive material and dynamic rheological data often reduces to information on local dynamics of the gel.

Creep-recovery is another rheological assessment method that can examine the dimensional stability of the polymeric materials by understanding their long-term viscoelastic deformation behavior under constant stress and temperature [22]. In the creep-recovery test, an instantaneous step in the creep phase raises the stress to a constant value for a certain duration of time and is then completely removed in the following recovery phase. The resulting strain is recorded as a function of time at a fixed temperature. The material will first show (in the creep phase) an immediate, elastic deformation (rubber behavior) followed by a transient behavior (retardation spectrum) and finally, for several samples, a steady flow of the material can be observed. In the following recovery phase, only the crosslinked elastic network will tend to recover completely while the viscoelastic uncrosslinked (or partially crosslinked) materials will recover only a part of the deformation, that is they will not show a complete strain recovery in the recovery phase [23].

In our work we decided to use creep tests to investigate the gelling and the thermoreversible behavior of the designed materials. We assumed that at low temperature (80°C) the samples will exhibit a complete recovery due to the solid viscoelastic behavior of the fully crosslinked materials; however, at higher temperature (150°C) the tested specimens will lose part of their elastic behavior and will be converted to a liquid viscoelastic materials in response to the decrosslinking as induced by the opening of the DA adduct at such high temperature.

Gel point (GP) also known as the Sol-Gel Transition Point is the point where there is a sudden loss of flow due to unexpected alteration in viscoelastic properties from an initially liquid like state to a solid-like state. A well-known technique for investigating the GP is by evaluating the moment at which G′ and G″ cross each other in an oscillatory shear experiment with constant frequency [24].

Polymers from renewable resources have been attracting ever-increasing attention over the past two decades, principally for two reasons: the first being environmental concerns and the second being the realization that the fossil resources are soon to be depleted [25]. Hemicelluloses are debatably the second most abundant renewable component of lignocellulosic biomass after cellulose [25]. In the plant cell wall, hemicelluloses form a complex network by hydrogen bonds to cellulose and covalent bonds (mainly α-benzyl ether linkages) with lignin [26]. Unlike cellulose in which the monomer units are homogenous consisting of glucose residues, hemicelluloses are heterogeneous branched group of polysaccharides made up of pyranoses and furanoses sugar units. [27]. It is estimated to count for one-third of all renewable organic carbon available on earth [28]. Despite its availability, xylan has not yet found broad industrial applications. In the paper industry, much of the xylan is discarded as a waste material during pulping, bleaching and other operations or used for energy [29]. However, in order to improve the value extracted from biomass, it would be beneficial to pre-extract hemicellulose prior to the pulping process and develop a number of bio-products. This could be an important part of a forest-based biorefinery that offers technologies enabling the conversion of biomass into a wide range of marketable materials [30].

In fact, the potential use of xylan in the plastic industry is one of the major concerns of the current research activity [31][32][33] [34]. However, native xylan is not thermoplastic [35]. As other polysaccharides and hydroxyl rich polymers, xylan polysaccharide have strong inter and intramolecular hydrogen bonds created during the drying and the storage process of the extracted polymer [36]. These hydrogen bonds can reduce the chain mobility and form stiffer chains that hinder water solubility and processability of this macromolecule for value-added applications.

Xylan properties can be modified by introducing thermoplastic functions into its backbone. Its chemical modification by graft polymerization can reduce hydrogen bonds. The structural modification of xylan can enhance its thermal and mechanical properties [35][37]. In our recent reported work [38] we demonstrated that the modification of xylan by grafting small poly-(εcaprolactone) (PCL) chains onto its backbone can reduce H-bonds and improve both the processability and the thermomechanical properties of the modified xylan.

To the best of our knowledge, Temperature sweep experiments were done at a 1 rad/s frequency and a heating/cooling rate of 2°C/min.

Synthesis

Synthesis of xylan-grafted-poly(ε-caprolactone) (Thermoplastic xylan)

Xylan-g-PCL was synthesized via ring-opening graft polymerization (ROP) of -caprolactone onto xylan backbones. ROP is an attractive chemistry due to its efficiency and simplicity [33]. The ring opening of lactones can be initiated by the xylan hydroxyl groups with the help of a co-initiator.

Oven-dried xylan (5.00 g) was poured into a 300 mL glass reactor (60 mm diameter, with a 3necked steel cover, the steel cover anchor stirrer operating with IKA motor) containing 10 mL of DMSO solvent with silicon oil bath at 80 °C. The mixture was stirred at 60 rpm until a homogeneous and transparent viscous solution was obtained. The silicon oil bath temperature was then increased to 110 °C and the ε-caprolactone monomer (10 g) was introduced into the solution and mixed for 30 min. Then 1,5,7-triazabicyclodecene [4.4.0] catalyst (TBD, 1% of the total mass of the reactants) was introduced into the reaction mixture and the reaction was kept for 4 h under the flow of nitrogen gas. The solution was cooled at room temperature and precipitated in an excess volume of diethyl ether in an ice bath. The material was then subjected twice to solubilization/precipitation using alternatively DMSO and diethyl ether. The obtained material was poured into an aluminum pan and dried under vacuum (0.2mbar) at 60 °C for 2 days.

Synthesis of 3-((furan-2-ylmethyl)thio)dihydrofuran-2,5-dione (F-MA)

The diene molecule (F-MA) was synthesized based on the thiol-ene click chemistry. An equimolar mixture (6 mmol) of furfuryl mercaptan and maleic anhydride were poured into 50 mL three- 

Grafting of F-MA onto thermoplastic xylan

The grafting of the furan ring onto the xylan-g-PCL was performed according to the molar ratios of xylan-g-PCL:F-MA as listed in Table 1. Xylan-g-PCL (4.00 g) was poured into a 50 mL threenecked flask containing 20 mL of DMSO solvent at 50°C for 10 min. The F-MA was introduced into the solution and mixed for 10 min. The reaction was initiated by the addition of 3-5 drops of trifluromethane sulfonic acid (Triflic acid) as catalyst and kept 90 min under a flow of nitrogen.

The solution was cooled at room temperature and precipitated in cold ethanol. The materials were then washed with cold water and ethanol to entirely remove any unreacted F-MA. Finally, the obtained products were dried under vacuum (0.2 mbar) at 45°C for 2 days. The OHfuran (%)

representing the theoretical molar percentage of the hydroxyl groups in the xylan-g-PCL bearing furan moieties are listed in Table 1.

Table 1. Molar ratio of xylan-g-PCL to F-MA S-X corresponds to FM-A grafted Xylan-g-PCL samples where X is the OHfuran (%) representing the theoretical molar percentage of the hydroxyl groups in the Xylan-g-PCL bearing furan moieties. n.a. is not applicable

Synthesis of 1,1'-(hexane-1,6-diyl)bis(1H-pyrrole-2,5-dione) (BMI)

The bifunctional dienophile (BMI) was synthesized as reported by our previous work [32]. It was obtained from the reaction between 

Synthesis of xylan-grafted-poly(ε-caprolactone) networks by Diels-Alder chemistry

The furan coupled xylan-g-PCL samples were crosslinked via Diels-Alder reaction using BMI.

Stoichiometric amounts of furan functions and maleimide groups were used. Briefly, furan coupled xylan-g-PCL was poured into 50 mL three-necked flask containing 15 mL of DMSO under the flow of nitrogen at 80°C. The components were mixed until a homogeneous solution was obtained.

The temperature was then reduced to 30°C and the BMI was added. The reaction was carried out for 48 h. The obtained materials were washed with cold ethanol and cold water and then dried under vacuum (0.2 mbar) at 55°C for 2 days. These materials were labeled DA-10, DA-20, DA-30, and DA-40 in accordance with the labeling of the furan grafted polymers.

Results and Discussion

3.1.Synthesis of xylan-grafted-poly(ε-caprolactone)

In order to improve the processability of xylan, xylan-g-poly-(ε-caprolactone) copolymer was synthesized by ring opening graft polymerization of ε-caprolactone onto xylan polysaccharide (Figure 3) as described in our previous work [31]. PCL was successfully grafted onto xylan with an average PCL polymerization degree of 3.35, hemicellulose substitution ratio of 0.62, and an average molecular weight (Mn) of 22100 g/mol. This material was obtained by adjusting the molar ratio of the anhydroxylose repeating units (XylP) to ε-caprolactone (CL) monomers (XylP:CL) at 1:1.8. The grafting of PCL onto the xylan molecule reduces the Tg of the system from 144.9°C (unmodified xylan) to 84.1°C (PCL grafted xylan). Pure PCL has been reported to have a Tg of -50°C [44]. Thus, when grafted onto xylan, the system Tg is expected to be lower than that of pure xylan as already governed by Fox Law [45]. In fact, the ordered arrangement of grafted PCL tails will reduce the capability of xylan to form hydrogen bonds and thereby, act as an "internal plasticizer" to the xylan, forming a thermoplastic material. The detailed analysis of the structural and physicochemical properties of the synthesized xylan-g-poly-(ε-caprolactone) copolymer were reported in our previous work [31]. 

3.2.Grafting of furan onto the thermoplastic xylan

The furan ring was successfully grafted onto the xylan-g-PCL according to the reaction depicted in Figure 4. The hydroxyl groups of the xylan-g-PCL will react with the anhydride group of the furan ring via esterification reaction allowing the grafting of the furan onto the xylan-g-PCL. The furan rings can be grafted either onto free hydroxyl group of the xylan or onto the hydroxyl terminal of the grafted PCL tails. The amount of grafted furan is listed in Table 2. The grafting was confirmed by 1 H NMR (Figure 5). Un-grafted F-MA were removed by extensive purification and hence, these remaining furan moieties are covalently linked to the xylan-g-PCL. All peaks were assigned: the resonances from 1-5.5 ppm are attributed to the xylan-g-PCL copolymer as discussed in our previous work [31].

The resonances between 6. Where, OHfuran (%) is the percentage of the hydroxyl groups in the xylan-g-PCL that are grafted with furan rings, OHTotal is the total number of hydroxyl groups in the xylan-g-PCL, and (I) is the integral (area) of the selected proton. H2g corresponds to the proton at PCL substituted C2 of xylan and H2 is the proton at C2 of un-grafted xylan [31].

The furan functionality, representing the number of furan rings per polymer chain, can be established according to the following equation:

𝑓 ̅ 𝑓𝑢𝑟𝑎𝑛 = 2 × DP × OH furan (%) 100 (3) 
Where, DP is the number of repeating units of the xylan-g-PCL.

Furthermore, the gel conversion, representing the molar percentage of the reactants that is required to reach gelation, can be determined using Macosko-Miller equation [14].

P gel 2 = 1 r( 𝑓 ̅ furan -1)(𝑓 ̅ Maleimide -1) (4) 
Where, 𝑓 ̅ furan and 𝑓 ̅ Maleimide are the average furan and maleimide functionalities, respectively. In addition, r is the molar ratio between furan and maleimide functions. As indicated in Table 2, the theoretical and experimental results are not identical. This is attributed to the fact that the furan grafting is incomplete. For S10, 85% of the expected conversion is achieved and 77-78% the other samples. In addition, the average number of furan functions per xylan-g-PCL chains are 6.3, 11.5, 17.2 and 23.1 for S10, S-20, S-30 and S-40, respectively. The gel conversion indicated a high possibility to crosslink these functional copolymers in which it is required about 43.6-21.2% conversion of the reactant to reach gelation.

The molar masses (Mn) of xylan-g-PCL and its furan grafted derivatives were determined by SEC (Table 1). Our results indicated that the Mn is influenced by furan grafting. The Mn of the xylang-PCL is 22100 g/mol and this increased to 27400 g/mol in the case of S-40. The grafting of furan rings stimulates a significant reduction in the elution time and hence an increase in the Mn of the copolymer. The increased Mn correlates with increased grafting and is an indication of the success of the furan grafting reaction. a similar tensile strain (24.2-26.1%). This reveals that the grafting of furan with different percentages onto the xylan-g-PCL has no significant effect on the mechanical properties.

However, DA crosslinked materials showed much increased tensile strength and much lower strain to break than the non-crosslinked materials (Figure 7). The increase in the percentage of the grafted furan in the xylan-g-PCL influences the tensile strength of the DA crosslinked samples. 

Hydrolytic degradation

The hydrolytic degradation of these materials in phosphate buffer solution PBS (pH 7.4) at 37°C

(similar to physiological conditions) over a period of 33 days is reported in Figure 8. In general, biodegradable polymers, during hydrolytic degradation, experience a hydrolytic bond cleavage.

This allows the formation of water-soluble degradation intermediates that show high tendency to dissolve in an aqueous environment, and subsequently cause polymer erosion [40]. According to Engineer et al. [40] the degradation process of polyesters occur in four stages. In the first stage, water diffuses into the polymeric matrix and followed by an auto-catalyzed hydrolysis reaction, most probably of the ester linkage, in the second stage resulting in release of oligomers. A critical molecular weight is achieved at the beginning of third stage, and oligomers start to diffuse out from the polymeric matrix. Water inters into the holes formed by the elimination of the oligomers, which in turn boosts the diffusion of the oligomers. Stage three exhibited a remarkable reduction in the polymer molecular weight. In last stage, the polymeric matrix become extremely porous and degradation proceeds homogeneously and more slowly [40]. Others have demonstrated that native xylan can degrade in its xylose monomer under hydrolytic degradation [18]. Hydrolysable polymers tend to resist water degradation once crosslinked [41][42]. Herein, the uncrosslinked furan grafted copolymers showed a high degradation (74-80% weight loss) in PBS after 33 days (Figure 8a). The crosslinking by DA chemistry significantly reduces the hydrolytic degradation (25-49% weight loss) after 33 days (Figure 8b). In fact, sample DA-10 showed the highest degradation (49% weight loss) compared with the other DA crosslinked materials.

200 However, the increase in the percentage of the grafted furan (DA-20, DA-30, and DA-40) reduces the degradation of the materials to 31-25%., which limits the hydrolytic degradation in PBS. The high degradation of the furan grafted xylan-g-PCL is attributed to the autohydrolysis and solubilization of xylan and PCL side chains into their monomeric constituent as discussed before.

The reduced degradation of the DA crosslinked materials is attributed the stabilized material strunction and hence, provide a further evidence on the success of the crosslinking.

Assessment of thermoreversibility

Solubility tests

In order to investigate the thermoreversibility of the designed networks by DA-rDA, the materials were first subjected to solubility test at different temperatures. DA-20 is presented in Figure 9 as an example. The samples were immersed in DMSO at 30 °C under magnetic stirring. After 4h of mixing, the materials did not dissolve and they were able to form a gel (only DA-10 was soluble as previously mentioned). This is attributed to the fact that the samples are crosslinked at such low temperature (30°C). The samples solubilize and form a homogeneous mixture upon heating at 150°C for 4h. The solubilization of the materials is attributed to the opening of the DA adduct by rDA upon heating at 150°C. In contrast, the samples were able to retune to the gel form by keeping them at 30°C for 2 days. Herein, the solubility test provides an evidence of thermoreversibility of the designed networks. 

Creep tests

To provide a quantitative confirmation of the temperature dependent reversibility of the manufactured networks, rheological studies were performed. The samples were first subjected to a maturation test to reach the maximum DA equilibrium. The maturation test was done at 80°C for 2 h at a fixed strain (Figure 10). Full maturation was reached as evidence of constant elastic modulus. for several samples, a steady flow of the material can be observed. In the following recovery phase, only the crosslinked elastic network will tend to recover completely while the viscoelastic uncrosslinked (or partially crosslinked) specimens will recover only a part of the deformation, that is they will not show a complete strain recovery in the recovery phase [44]. Chemical crosslinks create large molecules with long relaxation times and creep test gives opportunity to access the long term behavior without using time temperature superposition non applicable in the present case of rheological complex systems. Moreover, compared to dynamic measurements, creep test allows to suppress any ambiguity on the origin of the rubbery behavior usually observed in the range on temperature and frequency used.

The creep-recovery test was applied to the designed networks at two different temperatures; (80°C) and (150°C), respectively. We assumed that at low temperature (80°C) the samples will exhibit a complete recovery due to the solid viscoelastic behavior of the crosslinked materials; however, at higher temperature (150°C) the tested specimens will lose part of their elastic behavior and will be converted to a liquid viscoelastic materials in response to the decrosslinking as induced by the Herein, the results of the creep-recovery test confirmed our hypothesis. In fact, all the furan grafted copolymers showed a partial recovery at 80°C, which confirms the liquid viscoelastic behavior of 204 such noncrosslinked or partially crosslinked materials (Figure 11). However, the majority of the DA fully crosslinked materials exhibited a complete recovery at 80°C (DA-20, DA-30, and DA-40) (Figure 12a). In contrast, these materials were not able to recover completely at 150°C. Instead, they were able to recover only 12.4, 19.3, and 16.8% of the original deformation, respectively (Figure 12b). The obtained results revealed that the tested specimens DA-20, DA-30, and DA-40

are viscoelastic solids at 80°C, attributed to their crosslinked structure. The increase in the temperature to 150°C induces a switch in their performance and the samples behave as liquid viscoelastic materials due to the partial or total decrosslinking induced by the opening of the DA adduct.

On the other hand, sample DA-10 was not able to recover completely at 80°C. However, it recovered 67% of the deformation. This result was in accordance to the outcomes of the tensile and degradation tests. This sample is probably not able to form a continuous network attributed to the furan content and DA crosslinking efficiency. As it was determined by 1 H-NMR and presented in Table 2, S-10 bears more than 6 furan functions, sufficient to generate full network. Despite that, it was not able to reach gelation. We strongly believe that for this sample the DA reaction was not efficient to crosslink the material and generate a full network. 

205

Temperature sweep tests were used to investigate the crosslinking/decrosslinking performance of the designed networks. Actually, a predominant elastic behavior results in a G′ higher than G″. In contrast, a liquid viscoelastic behavior indicates a G′ lower than G″. Herein, G′ was higher than G″ at lower temperatures. Then, both moduli values reduced with increasing temperature until the curves crossed (Tcrossover) where G′ becomes lower than G″ as evidence of the opening of the DA adduct at higher temperatures by considering the creep results. By this dynamic test, we were able to determine the Tcrossover representing the point at which the DA/rDA reactions predominate. We believe that at Tcrossover the materials are neither in the fully crosslinked nor in the fully decrosslinked states. At this point the materials reached an average amounts of DA adduct opening sufficient to allow the partially decrosslinked networks to flow and behave as viscoelastic liquid materials. For this particular reason, we strongly believe that the determination of Tcrossover is not sufficient to provide a quantitative description the DA branching density of such covalent reversible materials, although it is commonly observed in literature. The Tcrossover of the uncroslinked furan grafted polymer (S-40) is shown in Figure 13. respectively (Figure 14). Our results revealed a strong dependence of the crossover temperature on the furan content. In fact, the increase in the furan content induces a significant increase in the Tcrossover. This is attributed to the increase of average relaxation times which stem from increase of crosslinking density with higher furan content. Furthermore, the technical and economic analysis for the extraction process was investigated. The analysis was performed to determine the economic feasibility of building a commercial biorefinery for the co-production of dissolving pulp and hemicellulose using bleached pulp as a starting raw material. In Chapter 3, hemicellulose was crosslinked with zirconium to develop a water resistant gel for coating or adhesive applications. Our results showed that the loading stress required to break an hemicellulose based adhesive connection between two paper surfaces was 0.89, 2.02, 2.75, 3.46, and 3.11 (MPa) for 2, 4, 6, 8 and 10% AZC samples, indicating that up to about 8% AZC crosslinker in the hemicellulose increases the adhesive behavior of the material. The hemicellulose crosslinked with AZC has a good potential for coating and adhesive applications and may be an important higher valued byproduct for the biorefinery. In Chapter 4, we have provided a novel study for the processing of hemicellulose and other natural polymers. In this research we described the development of drug delivery hydrogels from the natural polymers, hemicelluloses, starch, and lignin by means of reactive extrusion. The hydrogels show a strong swelling ability dependent on pH which may be used to control diffusion rates of water and small molecules in and out of the gel. Also, the hydrogels degradation rates were studied in a physiological solution (pH 7.4) for 15 days. The results indicated that for all three macromolecules, the higher level of plasticizer increase the rate of weight loss of the hydrogels. The degradation was extremely reduced when the polymers were extruded in the presence of a catalyst. The dynamic mechanical analysis revealed that the degradation of the hydrogels induce a significant reduction in the compressive modulus. This part of the dissertation demonstrates the characteristics and potential of hemicellulose and other natural polymers as a drug release system. In Chapter 5, hemicellulose was subjected to a chemical modification by ring-opening graft polymerization of ε-caprolactone (CL) to improve its processability. Hemicellulose-graft-poly-(ε-caprolactone) (HCgPCL) copolymers were synthesized using 1,5,7-triazabicyclodecene [4. polymers from renewable resources. We strongly believe that the advancement in the scope of sustainable biomaterials is essential to solve environmental and economic issues currently impacting present and future generations. For this purpose, more work must be done on significant projects in the field of green materials as these chief issues can probably be addressed by imaginative scientific ideas. Our results in all the investigation areas presented here shed light on vital features of the use of the natural polymer hemicellulose in the sustainable and renewable biomaterials, representing a step forward towards the expansion of value-added biomaterials that might solve future economical and ecological problems.
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Chapter 1 :

 1 Introduction to Hemicellulose: A Renewable and Sustainable Material Reproduced in part with permission from [Farhat, W., Venditti, R.A., Hubbe, M., Taha, M., Becquart, F., Ayoub, A., 2017. A Review of Water-Resistant Hemicellulose-Based Materials: Processing and Applications. ChemSusChem 10, 305-323.] Order Number: 4336010547183, Copyright 2017 Wiley.

Figure 2 .

 2 Figure 2. Graph showing Web of Science search results for the key word "bioeconomy" from 2004 to 2017. (a) is the identified published papers and (b) is the number of citations achieved. (We did not include 2018 to allow the papers published in the last year to gather citations in 2018. Results collected: April 23, 2018).

Figure 4 .

 4 Figure 4. Microscopic structure of lignocellulosic biomass [15].

  [23]. However, unlike cellulose in which the monomer units are chemically homogenous, hemicelluloses are a heterogeneous branched group of polysaccharides made up of pyranoses and furanoses sugar units including: xylose, mannose, arabinose, glucose, galacturonic acid, and others. Different hemicellulose composition, structure, and amount could be obtained from different sources of biomass. For example, in hardwoods, the major hemicellulose component is O-acetyl-4-O-methyl-glucuronoxylan, in which one-tenth of the xylopyranose backbone units are substituted at C-2 with α-(1→2)-linked 4-O-methyl-glucuronic acid residues; whereas, occurring in about 70% of the xylopyranose backbone is a hydroxyl group that is acetylated at C-2 or C-3 (Figure5)[24][25].

Figure 5 .

 5 Figure 5. O-acetyl-4-O-methyl-glucoronoxylan: The major hemicellulose component in hardwoods

Figure 7 .

 7 Figure 7. Arabinoxylan: The major hemicellulose component in switchgrass

Figure 8 .

 8 Figure 8. Main monomeric sugars of hemicelluloses

Figure 9 .

 9 Figure 9. Schematic illustration of the dilute acid extraction mechanism of hemicellulose

Figure 10 .

 10 Figure 10. Schematic Illustration of the Fractionation of Hemicellulose-Rich Pulp into Cellulose and Hemicellulose [41].

Figure 11 .

 11 Figure 11. Schematic illustration of the mechanism of alkaline extraction of hemicellulose

  Xylitol is produced as a metabolic intermediate of D-xylose fermentation; D-xylose can be transformed to xylitol by NADPH-dependent aldehyde reductase, or can be isomerized to D-xylose by D-xylose isomerase, and then reduced to xylitol by NADH-dependent xylitol dexhydrogenase. A major source of D-xylose is sugarcane bagasse, the fibrous residue obtained after the extraction of sugar from sugarcane. This waste has been used as raw material for hydroxymethyl furfural production, paper pulp, acoustical boards, press woods, and agriculture mulch. Sugarcane bagasse can be hydrolyzed by dilute acid with high-solid, low-liquid ratio to get a mixture of fermentable sugars with xylose as the main constituent [48].



  High performance liquid chromatography (HPLC), Size exclusion chromatography (SEC), Gas chromatography-mass spectrometry (GC-MS),  NMR spectrometry 1D and 2D,  Matrix assisted laser desorption ionisation-time of flight (MALDI-TOF) mass spectrometry. a. High Performance Liquid Chromatography (HPLC): Is a technique in analytical chemistry used to separate, identify, and quantify each component in a mixture. A hemicellulose polysaccharide can be subjected to hydrolysis into its sugars moieties by means of dilute acid treatment. The monosaccharide compositions of the hydrolyzed hemicellulose can be analyzed by HPLC [65].

3 and the other peak between 0. 6

 6 Kav for B4OH fraction. Thus the apparent molecular weight of the extracted carbohydrates was assumed to be around 130 kDa. Compositional assessment of both fractions revealed the existence of both biopolymers, xyloglucan and xylan. Enzymatically hydrolyzed polymers by endo-β-(1→4)-D-glucanase, an enzyme known to cleave the β-(1→4)-D-glucosidic linkages of xyloglucan next to an unbranched glucose residue, were then analyzed by MALDI-TOF-mass spectrometry. The xyloglucan residues had the following m/z peaks values 1087, 1247, 1393 and 1555 (Th) which correspond to XXXG, XXLG and/or XLXG, XXFG and XLFG oligosaccharides respectively. Those oligosaccharides are labeled according to Fry nomenclature for xyloglucan-derived oligosaccharides (Tables

Table 2 .

 2 One-letter codes for the differently-substituted 𝛽-D-glucosyl residues of xyloglucan-derived oligosaccharides. (*) Or reducing terminal D-glucose moiety [70]. Table 3. Abbreviated nomenclature of some xyloglucan oligosaccharides. Sugar residues and their linkages are represented as follows: Ara α-L-arabinofuranosyl-(l→2)-, Fuc α-L-fucopyranosyl-(l→2)-, Gal β-3-Dgalactopyranosyl-(l→2)-, Glc β-D-glucopyranosyl-(I→4) [or reducing D-glucose], Xyl α-D-xylopyranosyl-(l→6) [70]. Finally sugar analysis of enzymatically hydrolyzed xylan with endo-β-(1→4)-xylanase, an enzyme specific for the cleavage of the glucosidic linkages of β-Dxylan, showed that the xylan in Benincasa hispida fruit is primarily comprised of xylose monomers (84.5%) and a minor quantity of mannose (1.7%), glucuronic acid (4.6%), glucose (2.5%), and galactose (3.5%) residues and trace amounts of arabinose and 4-O-methyl glucuronic acid (4-O-MeGlcA) residues. The MALDI-TOF-mass spectrometric and HPAE-PAD chromatography analysis of the obtained fragments indicated that the xylans, existing in both fractions the B1OH and B4OH, shows the conventional structure of linked β-(1→4) xylopyranosyl main chain, substituted with three 4-Omethyl glucuronic acid per 97 xylopyranosyl unit [63].

 2 , 3 , 5 -

 235 tri-O-methyl-L-arabinose (6.8%),  2,3,4-tri-O-methyl-D-xylose (4.9%),  2,3-di-O-metyl-D-xylose (77.4%),  2-O-methyl-D-xylose (7.2%),  3-O-methyl-D-xylose (3.7%). Indeed, 2,3,5-tri-O-methyl-L-arabinose formation reveals the presence of one terminal arabinofuranosyl group per thirteen xylose monomers. On the other hand, the existence of 2,3,4-tri-Omethyl-D-xylose indicated that there is a terminal sugar and for every 18 xylose monomers in the backbone chain, there was one xylopyranosyl group. Also it was deduced that the backbone consisted of β-D-(1→4) linked xylose monomers by the formation of a large proportion of 2,3-di-O-metyl-D-xylose. The side-chains were linked to positions two and three of the xylopyranose monomers, as designated by the establishment of 3-or 2-O-methyl-D-xylose, due to the double content of 2-O-methyl-D-xylose relative to 3-O-methyl-D-xylose. They concluded that the Larabinose and 4.9% D-xylose residues appear as side-chains bonded to the main β-D-(1→4) xylopyranose residues through position 3 of xylose. Also it was shown that the molar ratio of uranic acid:xylose in the polysaccharide fraction 2 was 1.9:50. This indicates that for every twentysix D-xylopyranosyl residues in the backbone, there was one uranic acid unit. Combining all the data together, it might be concluded that the extracted dewaxed wheat straw hemicellulose fraction 2 had a structure composed of a main chain of β-D-(1→4) xylopyranosyl residues, with D-(1→2) linked glucopyranosyluronic acid (or 4-O-methyl-α-Dglucopyranosyluronic acid), and L-(1→3) linked arabino-furanosyl or D-xylopyranosyl residues at the branch points [71].

Figure 12 .

 12 Figure 12. Number of published and cited articles related to hemicellulose hydrophobization from 1997 to 2016 (WEB OF SCIENCE with the search words of hydrophobic and hemicellulose, April 27, 2016).

Figure 13 .

 13 Figure 13. Mechanism of hemicellulose esterification with an acid anhydride and catalyst

Figure 14 .

 14 Figure 14. Acetylation of hemicellulose with acetic anhydride

Figure 15 .

 15 Figure 15. Oleoylation of hemicelluloses in N,N-dimethylformamide (DMF) and lithium chloride system with 4dimethylaminopyridine as a catalyst.

Figure 16 .

 16 Figure16. The contact angle of cellulose esters depends on the length of the fatty acid used for hemicellulose esterification. This figure is plotted from the data of the cited research[START_REF] Sebti | Edible bioactive fatty acid-cellulosic derivative composites used in food-packaging applications[END_REF] 

Figure 17 .

 17 Figure 17. Fluorination of hemicelluloses

Figure 18 .

 18 Figure 18. Benzylation of hemicellulose with benzyl chloride.

Figure 19 .

 19 Figure 19. Flexible foam material from hemicellulose citrate chitosan. From top left clockwise: unstressed foam, folded foam, localized impression, and flattened foam. After each of these deformations the unstressed shape of the foam returns. Reproduced from[START_REF] Salam | Crosslinked hemicellulose citrate-chitosan aerogel foams[END_REF] 

Figure 20 .

 20 Figure 20. Semi-interpenetrating network of crosslinked chitosan and entrapped hemicellulose with weak interactions to chitosan [107].

Figure 21 .Figure 22 .

 2122 Figure 21. Laccase catalyzed reaction

Figure 23 .

 23 Figure 23. Proposed mechanistic pathway in the formation of xylan-rich hemicelluloses-graft-acrylic acid hydrogels (x, y, q, or p ≥ 1)[START_REF] Peng | Xylan-rich hemicellulosesgraft -acrylic acid ionic hydrogels with rapid responses to pH, salt, and organic solvents[END_REF].

Figure 24 .

 24 Figure 24. the effectivness of the hemicellulose-based wound dressing (Veloderm®). (a) Appearance of hemicellulose dressing after being wetted and placed on the skin graft donor site, (b) postoperative day 7, showing partial re-epithelialization, and (c) Final appearance of the donor site on postoperative day 60. Reproduced from[START_REF] Ferreira | Hemicellulose dressing versus rayon dressing in the reepithelialization of split-thickness skin graft donor sites: a multicenter study[END_REF] 

  serum albumin. It was shown that the release rate of the galactoglucomannan-based microspheres varied depending on several factors including the type of the encapsulated substance. In the research of Du et al., glucomannans (GM)-based nanoparticles of a size range between 50 and

Figure 25 .

 25 Figure 25. Experimental setup for grafting omega-3 fatty acids on arabinoxylan polymeric chains. Reproduced from [52].

Figure 26 .

 26 Figure 26. Illustration of the role of hemicellulose in a biomass refinery and its conversion into products for various applications.
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 1 Materials Switchgrass (SWG) was harvested in August 2011 from Cherry Research Farm in Goldsboro, North Carolina, State Department of Agriculture, and bleached hardwood pulp (B-HWP), with an origin from the southeastern United States, was provided by International Paper. The materials were stored indoors and the moisture content allowed to equilibrate for 4 weeks prior to use.

Figure 1 .Figure 2

 12 Figure 1. Compositional analysis of switchgrass and bleached hardwood pulp. Data is presented as means, the error bars indicate standard deviations (n=4)

Figure 2 :

 2 Figure 2: Average percent yield of hemicellulose based on the hemicellulose in the original biomass. The switchgrass used for extractions is the partially delignified switchgrass. Data is presented as means, the error bars indicate standard deviations (n=4).

  biomass sources. Hemicelluloses are a combination of different carbohydrate polymers, which primarily comprise different sugar residues including pentoses (β-D-xylose, α-L-arabinose), hexoses (β-D-mannose, β-D-glucose, α-D-galactose) and/or uronic acids (α-D-glucuronic, α-D-4-O-methylgalacturonic and α-D-galacturonic acids).In hardwoods, the major hemicellulose component is O-acetyl-4-O-methyl-glucuronoxylan, in which one-tenth of the xylopyranose backbone units are substituted at C-2 with a (1→2)-linked 4-O-methyl-glucuronic acid residues, whereas a hydroxyl group is acetylated at C-2 or C-3 which occurs in about 70% of the xylopyranose backbone[28]. However, in grasses including SWG, arabinoxylan is the predominant component of hemicellulose. The hemicellulose consists of β-(1→4) linked xylose units, with α-(1→2) and α-(1→3) linked arabinose units[29].

Figure 3 .

 3 Figure 3. FT-IR spectra of hemicellulose samples
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 4 Figure 4: Thermal analysis of the hemicellulose samples. (a) Thermal ramp of two types of hemicelluloses extracted with 10% NaOH. The plots show a representative scan for each sample. (b) One AFM topography surface of HW-HC10
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 5 Figure 5: The effect of lignin on the Tg of the extracted hemicellulose samples
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 6 Figure 6: The laboratory scale extraction process of hemicellulose from bleached pulp

Figure 7 .

 7 Figure 7. Schematic representation of the bio-refining pathways for the production of dissolving pulp and hemicellulose

Figure 8 .

 8 Figure 8. Process simulation: Inputes-outputs diagram.
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 9 Figure 9. Capital investment: Hemicellulose-dissolving pulp production

Figure 10 .

 10 Figure 10. Sensitivity analysis: Hemicellulose-dissolving pulp production

Figure 1 .

 1 Figure 1. Interaction between zirconium and the carboxylic and free hydroxyl groups of hemicellulose

Figure 2 .

 2 Figure 2. Hemicellulose-AZC materials at different AZC levels (indicated under the image) with a total solids level of 23% in all cases. At the AZC level of 20% the materials becomes unsuitable as a coating due to the formation of elastic agglomerates.

Figure 1 .

 1 Figure 1. Illustration of the extrusion process. The inset images show the cross-section and assembled views of micro-scale twin-extruder

Figure 2 .

 2 Figure 2. Effect of plasticizer concentration on the torque required in a twin screw extruder at 120 RPM after 2 minutes at 120 ºC.

Figure 3 .

 3 Figure 3. Schematic representation of the reaction of biopolymer with citric acid in the presence and absence of SHP.

Figure 4 .

 4 Figure 4. FTIR spectra of the extruded samples

Figure 5 .

 5 Figure 5. The effect of CA concentration and SHP on the carboxyl content as measured by titration of the three extruded biopolymers

Figure 6 .

 6 Figure 6. The effect of CA concentration and SHP on the degree of substitution of the three extruded biopolymers. (a) The increase in CA (%) and the presence of SHP increases the DS of starch, (b) and (c) the increase in CA (%) increases the DS of lignin and hemicellulose, respectively.

Figure 7 .

 7 Figure 7. Swelling behavior of the prepared hydrogels 37°C and pH 9: (a) Starch based hydrogels (b) Lignin based hydrogels and (c) Hemicellulose based hydrogels

Figure 8 .

 8 Figure 8. Equilibrium hydration degree (Weq %) versus pH: (a) Starch based hydrogels (b) Lignin based hydrogels and (c) Hemicellulose based hydrogels

Figure 9 .

 9 Figure 9. Schematic representation of the pH controlled swelling of the extruded bio-based hydrogels

Figure 10 .

 10 Figure 10. Weight loss as a function of immersion time in physiological solution (pH 7.4) over a period of 15 days at 37ᵒC: (a) Starch based hydrogels (b) Lignin based hydrogels and (c) Hemicellulose based hydrogels

Figure 11 .

 11 Figure 11. Stress-strain curves in compression representing the correlation between mechanical property change and degradation of selected hydrogels, (a) S-CA80-2 formulation, (b) L-CA100-2 formulation and (c) HC-CA200-2 formulation

Figure 12 .

 12 Figure 12. Compression modulus, of S-CA80-2, L-CA100-2 and HC-CA200-2 hydrogels during the degradation study

Figure 1 .

 1 Figure 1. Expected mechanism of the ring-opening graft polymerization of PCL onto hemicelluloses in the presence of TBD catalyst.

Figure 2

 2 Figure2shows the materials obtained after drying. In fact, each xylose repeating unit of the hemicellulose has two hydroxyl groups available to stimulate the ring-opening graft polymerization of ε-caprolactone onto the hemicellulose main chain.

Figure 2

 2 Figure 2 Schematic illustration of (molecular and macroscopic) HCgPCL copolymers.

Figure 3 .

 3 Figure 3. FT-IR spectra of pure hemicellulose and PCL grafted hemicellulose

Figure 4 . 1 H

 41 Figure 4. 1 H NMR spectra of pure hemicellulose (a) and HCgPCL-1 (DP 1.82, SRT 0.51) (b)

  𝑅𝑒𝑙𝑎𝑡𝑖𝑣𝑒) = 𝐼(𝐻 1 + 𝐻 1𝑔 )(12) 

Figure 6 .

 6 Figure 6. DSC curves of hemicellulose and its derivatives (10 ºC/min). Each curve has been shifted for clarity of presentation.

  290, and 280°C of hemicellulose, HCgPCL-1, HCgPCL-2, HCgPCL-3, and HCgPCL-4, respectively. In fact, Tmax of the hemicellulose seems to be reduced after PCL grafting. The Tmax decreases with respect to DP and SR. In the last stage, the subsequent marginal weight loss at high temperature, indicating the pyrolysis residues at 500 °C was 23, 20, 17, 23, and 18% for hemicellulose, HCgPCL-1, HCgPCL-2, HCgPCL-3, and HCgPCL-4, respectively.

Figure 7 .

 7 Figure 7. Thermogravimetric results of hemicellulose and its derivatives. (a) TGA curves, and (b) DTG curves.

Figure 8 .

 8 Figure 8. Corresponding gas absorption profile. (a) Native hemicellulose, and (b) HCgPCL-3 (DP 4.26, SRT 0.69) copolymer.

Figure 9 .

 9 Figure 9. Film formation abilities as prepared using a manual press compression mold at 100° C. (a) native hemicellulose was not able to form a continuous film and (b) PCL grafted materials were able to form a continuous and flexible film materials

Figure 10 .

 10 Figure 10. Mechanical properties of HCgPCL films. (a) Stress-strain curves and (b) Young's modulus.

Figure 11 .

 11 Figure 11. Water contact angle of HCgPCl copolymer films collected at t=5s post contact of the water droplet with the copolymer film.

Figure 12 .

 12 Figure 12. Evaluation of the ultimate aerobic biodegradability hemicellulose and its derivatives according to ISO 14,851 standard.

  Hemicellulose polymers contain xylans (arabinoxylans and 4-O-methyl-glucuronoxylans), galactomannans, glucomannans, β-D-glucans (3-and 4-linked), β-D-glucan-calluses (3-linked), and xyloglucans (4-linked β-D-glucans with attached side chains) [25][26]. Xylan is the most abundant hemicellulose, consisting of β-(1,4)-D-xylopyranosyl backbone

  xylan derivatives have not been crosslinked by DA reactions to create thermoreversible networks. Herein, we report the synthesis of xylan-based thermoreversible network by means of DA chemistry. Polymeric xylan was first converted into a thermoplastic material to enhance its processability. Xylan-g-PCL (thermoplastic xylan) was formed by the grafting of polycaprolactone (PCL) side chains onto the polymeric xylan via ring opening graft polymerization of -caprolactone. Xylan-g-PCL was then grafted by the diene (furan) moieties and allowed to form a thermoreversible network via the reaction with the bifunctional dienophile crosslinker (bismaleimide (BMI)) by means of DA reaction. The thermoreversibility of the designed materials can be addressed solely by controlling the temperature. Rheology and solubility tests were used to examine the temperature dependent reversibility of the designed materials . Maleic anhydride ≥ 99.0% (CAS 108-31-6), 2-Furanmethanethiol ≥ 97% (CAS 98-02-2), Triflic acid 98% (CAS 1493-13-6), Hexylamine 99% (CAS 111-26-2), and Acetone ≥ 99.9% (CAS 67-64-1) were obtained from Sigma-Aldrich. Xylan type hemicellulose was isolated from bleached hardwood using 10% NaOH treatment to recover a pure xylan with 11% average percent yield based on the original pulp mass. The recovered xylan has an average Mn of 9200 g/mol as Independent creep-recovery measurements were recorded at different temperatures (80 or 150°C).

necked flask containing 15 6 (

 156 mL of acetone solvent. The reaction was launched by the addition of three drops of hexylamine catalyst at 25°C and kept overnight under stirring and nitrogen flow. The solvent was then evaporated at 45°C under 0.2 mbar pressure to recover a pure product. The anhydride resonances were at 7.1 ppm (2H) and furfuryl mercaptan resonances were at δ ppm 7.1H), 6.4 (1H), 6.2 (1H), 3.6 (2H). The labile proton was shifted to lower fields by adding one drop of TFA.

Figure 1 . 1 H

 11 Figure 1. 1 H NMR spectrum of F-MA in DMSO-d6 at 25°C and 400 MHz

Figure 3 .

 3 Figure 3. Synthesis of thermoplastic xylan (xylan-g-PCL) by ring-opening polymerization of ε-caprolactone onto xylan using TBD as an organic catalyst [31].

Figure 4 .

 4 Figure 4. Grafting of the furan ring onto the xylan-g-PCL using triflic acid as catalyst.

  2 and 7.8 ppm are assigned to the aromatic protons of the grafted furan rings (a, b, and c) [32][34]. The d, e, f, and f' resonances of the grafted furan are overlapped with the resonances of the xylan-g-PCL between 3.2 and 4.4 ppm. The molar percentage of the grafted furan can be estimated based on the 1 H NMR peak intensity of the corresponding resonances according to the following equation:

Figure 5 . 1 H

 51 Figure 5. 1 H NMR spectra of furan grafted thermoplastic xylan based on the percentage of the grafted furan (solvent: DMSO-d6 at 25°C and 400 MHz).

  Comparatively, sample DA-10 (S-10 starting material) showed the lowest strength (17 N/m 2 ) with a moderate elongation at break (9.2%) (compared with the other DA crosslinked materials). In addition, sample DA-40 (S-40 starting material) had the highest tensile strength (36.2 N/m 2 ) and the lowest strain (6%). This is attributed to the increase in the grafted furan which probably induces an increase in the crosslink density upon the reaction with BMI[38][39].

Figure 7 .

 7 Figure 7. Stress-strain curves at a crosshead speed of 10 mm/min of (a) furan grafted xylan-g-PCL and (b) Diels-Alder crosslinked materials

Figure 8 .

 8 Figure 8. Weight loss as a function of immersion time in phosphate buffer solution (PBS) over a period of 33 days at 37°C: (a) furan grafted xylan-g-PCL and (b) Diels-Alder crosslinked materials.

Figure 9 .

 9 Figure 9. Evidence of the material (DA-20) thermoreversibility by solubility test in DMSO at 30 and 150°C.

Figure 10 .

 10 Figure 10. Maturation test at 80°C. Plots of G' of the different network materials versus time

  opening of the DA adduct at such high temperature. The curves of the furan grafted thermoplastic xylan are reported in the Figure 11. The creep-recovery curves at 80°C and 150°C of the DA crosslinked materials are shown in Figure 12.

Figure 11 .

 11 Figure 11. Creep-recovery response of the furan grafted copolymers at 80°C

Figure 12 .

 12 Figure 12. Creep-recovery response of the designed materials. (a) shows the creep-recovery at 80°C and (b) is the creep-recovery response at 150°C.

Figure 13 .

 13 Figure 13. Temperature-sweep response of Furan grafted polymers (S-40) at 1 rad/s frequency

Figure 14 .

 14 Figure 14. Temperature-sweep response of the designed networks at 1 rad/s frequency. (a) DA-10. (b) DA-20, (c) DA-30, and (d) DA-40.

  4.0] (TBD) as an organic catalyst. The extent and length of grafted PCL sidechains in HCgPCL copolymers were controlled by adjusting the molar ratios of CL monomer to anhydroxylose residues. The various characterization analysis of the physicochemical and mechanical properties of HCgPCL materials revealed a successful grafting. The NMR analysis indicated that the degree of polymerization (DP) of the grafted PCL can range between 1.82 and 4.26 based on the changes in the molar ratio of the reactants. Furthermore, results indicated that the mechanical and the hydrophobic properties of the materials were enhanced by PCL grafting onto hemicellulose. The biodegradability measurements indicated a remarkable (95.3-99.7%) materials biodegradation. Finally, Chapter 6 provided the synthesis of thermally reversible hemicellulose-based network, crosslinked by means of Diels-Alder chemistry. The thermoplastic hemicellulose presented by HCgPCL copolymer were functionalized with a different amount of furan rings and allowed to react with bismaleimide through Diels-Alder reaction. The temperature dependent reversibility of the designed networks was addressed by solubility and rheological assessments. Our results indicated that the temperature at which the networks disassemble varies based on the amount of the furan moieties in the initial copolymer and can range between 108.6-127.6°C. The designed networks display a promising molecular and synthetic features for the production of high-performance temperature-responsive
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Table 1 .

 1 Effects of extraction methods

	Extraction Method	Recovered hemicellulose form	Formation of Sugar	Cost and environmental
			degradation products	hazards
	Dilute acid	Monomeric Sugars	High quantity	Expensive and waste
				disposal problems
	Auto-hydrolysis	Oligomeric form	Low quantity	Inexpensive with low
				environmental hazards
	Steam explosion	Oligomeric form	Low quantity	Inexpensive with low
				environmental hazards
	Alkaline treatment	Polymeric form	Low quantity	Less expensive than dilute
				acid but with relatively high
				environmental problems

Hemicellulose extraction from partially delignified switchgrass and bleached hardwood pulp

  Hemicellulose was isolated from partially delignified SWG and B-HWP by an alkaline extraction method. The partially delignified SWG were transferred to NaOH solution at concentration of 3, 7, 10, 13 and 17% by weight and stirred for 3 h at 50ºC to solubilize hemicellulose. However,

	fractions were de-lignified by adding a solution consisting of 30% by weight of an aqueous NaOH
	solution (2% by weight of NaOH) and 70% anhydrous ethanol (96% by weight ethanol) at 75ºC
	(40:1 liquid to solid ratio) and stirred for 2.5 h with a mechanical stirrer to solubilize some of the

lignin. The suspension was allowed to cool to room temperature under ambient conditions before filtration with a house vacuum on Whatman Filter Paper (Whatman International Ltd., Maidstone, England, Catalog Number 1004 150, quantitative number 4, 150 mm diameter). The obtained solid (partially delignified SWG) was used for downstream hemicellulose extraction 2.3. after being processed by pulping it in a 200 gallon pilot plant hydrapulper, the B-HWP was subjected to hemicellulose extraction by 10% NaOH solution (based on optimum SWG results, see later) and stirred for 3 h at 50ºC same as the extraction conditions applied for hemicellulose extraction from SWG. At the end of the 3-h period, the suspension was filtered with a house vacuum on Whatman GF/A glass microfiber filter paper to remove the filtrate containing hemicellulose. The filtrate pH was adjusted to 5-6 by adding 25% acetic acid and then transferred to 96% ethanol (2x ethanol volume relative to the filtrate) at 4°C. The mixture was left for two days to allow the hemicellulose to precipitate (no stirring) and settle to the bottom. The clear liquid above the precipitate layer was carefully removed by vacuum suction. The hemicellulose precipitate was washed 3 times by 70% ethanol. The hemicellulose material was freeze-dried to yield hemicellulose powder. (Each extraction condition was repeated 4 times and the yield average and the standard deviation were calculated). The hemicelluloses are labeled as indicated in

Table 1 .Table 1 .

 11 Hemicellulose Extraction Conditions Nomenclature

	Hemicellulose	Sodium hydroxide	Biomass
		concentration (%)	
	SWG-HC3	3	Switchgrass
	SWG-HC7	7	Switchgrass
	SWG-HC10	10	Switchgrass
	SWG-HC13	13	Switchgrass
	SWG-HC17	17	Switchgrass
	HW-HC10	10	Bleached hardwood pulp

Table 2 .

 2 Analysis of the hemicellulose samples obtained by alkali extraction. Purity is the mass of Xylose, Galactose, Arabinose and Mannose relative to the total mass of the stream. Data is presented as means ± standard

			deviations (n=4). (N/D: Not determined)		
		SWG-HC3	SWG-HC7	SWG-HC10 SWG-HC13 SWG-HC17 HW-HC10
	Xylose (%)	72.2 ± 0.31 75.8 ± 0.26 77.4 ± 0.41	78.9 ± 0.34	81.7 ± 0.45 89.5 ± 0.32
	Glucose (%)	2.4 ± 0.09	2.5 ± 0.11	2.8 ± 0.08	3.3 ± 0.16	3.9 ± 0.16	2.7 ± 0.09
	Galactose (%)	3.1 ± 0.12	3.1 ± 0.20	2.8 ± 0.13	2.5 ± 0.15	2.3 ± 0.13	0.7 ± 0.06
	Arabinose (%)	9.9 ± 0.42	6.3 ± 0.16	4.9 ± 0.17	4.1 ± 0.11	3.6 ± 0.15	0.4 ± 0.02
	Mannose (%)	0.7 ± 0.03	0.6 ± 0.02	0.6 ± 0.01	0.8 ± 0.04	0.6 ± 0.02	0.8 ± 0.03
	Total Lignin (%) 5.9 ± 0.13	5.1 ± 0.15	4.8 ± 0.15	3.9 ± 0.08	3.4 ± 0.09	0.0 ± 0.01
	Ash (%)	1.8 ± 0.04	1.2 ± 0.04	1.5± 0.02	1.4 ± 0.05	1.2 ± 0.03	0.09 ± 0.01
	Total (%)	96.0 ± 1.14 94.6 ± 0.94 94.8 ± 0.97	94.9 ± 0.93	96.7 ± 1.03 94.2 ± 0.54
	Purity (%)	85.9 ± 0.77 85.8 ± 0.68 85.7 ± 0.74	86.3 ± 0.69	88.2 ± 0.73 91.4 ± 0.80
	DP	291 ± 10	325 ± 15	392 ± 15	305 ± 30	215 ± 4	N/D

Table 3 .

 3 FT-IR absorption bands assigned to the hemicellulose samples

	Peak Wavenumber (cm -1 )	Assignment
	3000-3640	Stretching vibration of O-H
	2889	Symmetric and asymmetric vibration of C-H
	1505	Aromatic skeletal vibrations
	1483	CH2 bending
	1045	Asymmetric stretching of C-O-C bridge between the sugars units
	985	C-O stretching characteristic of carbohydrates structure
	898	Characteristic of ß-glucosidic linkages between the sugars units

Table 4 :

 4 Thermal analysis of hemicellulose samples.(a) Mass loss of 10% on the dry material

	Sample	TGA-10% a	Residual at 800ᵒC	Tg (ᵒC)	∆Cp (MJ/g)
	SWG-HC3	267.1	19.0	136.2	0.1663
	SWG-HC7	267.3	19.0	136.9	0.1704
	SWG-HC10	267.3	19.3	137.3	0.1294
	SWG-HC13	267.3	18.9	138.9	0.1355
	SWG-HC17	267.2	15.6	139.5	0.1661
	HW-HC10	222.8	26.6	144.3	0.1791

Table 5 :

 5 Solubility and film formation of SWG-HC10. (+): Film formation and (-): No film formation

Table 1 .

 1 Properties of hemicellulose gels and the resulting coatings. HST stands for Hercules Size Test with larger Adhesive strength was measured by applying the hemicellulose-zirconium materials in gel form to a 1 cm 2 area of a linerboard strip and then placing another strip on top of the coated area. The strips were manually pressed and then dried overnight. The loading stress required to break the

	numbers indicating more water resistance. (* ) Lower viscosity attributed to agglomeration and poor dispersion of
			the gel. (n/d) not determined.		
		Uncoated Sheet	0% AZC	5% AZC	10% AZC	20% AZC
	Viscosity (MPa.s)	n/d	n/d	1000	1270	620*
	Gloss (%)	9.0	21.1	30.6	15.2	n/d
	PPS roughness (um)	18.0	8.6	7.5	11.0	n/d
	HST (seconds)	1950	2260	2680	2810	n/d

Table 1 :

 1 Parameters used to optimize the extrusion and formulation of biopolymer-citric acid materials. (n/a) not applicable and (+ a ) presence of SHP in 20% by weight of CA. ( b )Weight percentage relative to starch, lignin and hemicellulose. (√) the material extruded and (x) the material did not extrude.

	Sample	Starch	Lignin	Hemicellulose	Citric acid	SHP	Residence	Torque	Extrude
		(g)	(g)	(g)	(wt%) b	(wt%)	time (min)	(N)	
	S-CA20-2	50	n/a	n/a	20	n/a	2	5300	x
	S-CA40-2	50	n/a	n/a	40	n/a	2	1000	✓
	S-CA40-5	50	n/a	n/a	40	n/a	5	1290	✓
	S-CA60-2	50	n/a	n/a	60	n/a	2	190	✓
	S-CA60-5	50	n/a	n/a	60	n/a	5	580	✓
	S-CA80-2	50	n/a	n/a	80	n/a	2	80	✓
	S-CA80-5	50	n/a	n/a	80	n/a	5	310	✓
	S-CA100-2	50	n/a	n/a	100	n/a	2	55	✓
	S-CA100-5	50	n/a	n/a	100	n/a	5	190	✓
	S-CA40-s-2	50	n/a	n/a	40	+ a	2	2170	✓
	S-CA40-s-5	50	n/a	n/a	40	+ a	5	2200	✓
	S-CA60-s-2	50	n/a	n/a	60	+ a	2	620	✓
	S-CA60-s-5	50	n/a	n/a	60	+ a	5	1000	✓
	S-CA80-s-2	50	n/a	n/a	80	+ a	2	550	✓
	S-CA80-s-5	50	n/a	n/a	80	+ a	5	760	✓
	S-CA100-s-2	50	n/a	n/a	100	+ a	2	110	✓
	S-CA100-s-5	50	n/a	n/a	100	+ a	5	110	✓
	L-CA20-2	n/a	50	n/a	20	n/a	2	5800	x
	L-CA40-2	n/a	50	n/a	40	n/a	2	4700	x
	L-CA60-2	n/a	50	n/a	60	n/a	2	3200	✓
	L-CA60-5	n/a	50	n/a	60	n/a	5	3900	✓
	L-CA80-2	n/a	50	n/a	80	n/a	2	1700	✓
	L-CA80-5	n/a	50	n/a	80	n/a	5	2450	✓
	L-CA100-2	n/a	50	n/a	100	n/a	2	1400	✓
	L-CA100-5	n/a	50	n/a	100	n/a	5	1670	✓
	L-CA60-s-s	n/a	50	n/a	60	+ a	2	5450	x
	L-CA80-s-2	n/a	50	n/a	80	+ a	2	5100	x
	L-CA100-s-2	n/a	50	n/a	100	+ a	2	4920	x
	HC-CA20-2	n/a	n/a	50	20	n/a	2	7500	x
	HC-CA-40-2	n/a	n/a	50	40	n/a	2	7400	x
	HC-CA60-2	n/a	n/a	50	60	n/a	2	6950	x
	HC-CA80-2	n/a	n/a	50	80	n/a	2	6950	x
	HC-CA100-2	n/a	n/a	50	100	n/a	2	6600	x
	HC-CA150-2	n/a	n/a	50	150	n/a	2	3800	✓
	HC-CA150-5	n/a	n/a	50	150	n/a	5	4800	x
	HC-CA200-2	n/a	n/a	50	200	n/a	2	2100	✓
	HC-CA200-5	n/a	n/a	50	200	n/a	5	3000	✓
	HC-CA200-s-2	n/a	n/a	50	200	+ a	2	3600	✓
	HC-CA200-s-5	n/a	n/a	50	200	+ a	5	4860	x

Table 2 :

 2 Characteristics of the Extruded Hydrogels

Table 3 .

 3 Equilibrium hydration degree, Weq (%) of polymeric hydrogels at 37°C as function of pH

Table 1 .

 1 Characteristics and structural features of the grafted materials. DP represents the degree of polymerization of grafted PCL, SR is the substitution ratio (SRT, SR2, and SR3 indicate the SR at C2+C3, C2, and C3 of anhydroxlose units, respectively), CY: is the conversion yield representing the amount of the materials obtained based on the starting materials. (a) represent the CY established on the bases on real masses and (b) represent the CY calculated based on the NMR analysis.

	Sample	XylP:Cl	DP	SRT	SR2	SR3	CY (%) a	CY (%) b
	HCgPCL-1	1:1.1	1.82	0.51	0.26	0.76	63.2	60.5
	HCgPCL-2	1:1.8	3.35	0.62	0.34	0.90	71.5	74.2
	HCgPCL-3	1:2.6	4.26	0.69	0.45	0.93	75.1	75.5
	HCgPCL-4	1:6.5	3.11	0.50	0.29	0.71	59.6	58.1

Table 2 .

 2 Estimated and actual measured molecular weight results. n.a: not applicable

		Hemicellulose	HCgPCL-1	HCgPCL-2	HCgPCL-3	HCgPCL-4
		(DP 0.0)	(DP 1.82)	(DP 3.35)	(DP 4.26)	(DP 3.11)
	Mn(expected) (g/mol)	n.a	24,200	42,500	56,000	34,000
	Mn(measured) (g/mol)	9,200	17,500	22,100	30,000	20,900

  [START_REF] Dahlman | Characterization of Hemicelluloses from Wood Employing Matrix-Assisted Laser Desorption / Ionization Time-of-Flight Mass Spectrometry[END_REF] and DP of 4.26 at 1:2.6 molar ratio of Xylp:CL. The thermochemical properties of the grafted copolymers showed that the PCL grafts can act as an internal plasticizer and transform hemicellulose to a thermoplastic material with a Tg that ranges from 84.1 and 95.2 °C. The copolymers were able to form continuous films with good mechanical properties. The tensile test indicated that the tensile strength and Young's modulus of the copolymers decreased with the increase of SRT and DP while the elongation at break increases. Furthermore, HCgPCL-3 copolymer that exhibit the highest grafting efficiency reflected by the highest SRT and DP also showed the highest hydrophobic nature, as confirmed through contact angle measurement. Finally, the synthesized materials exhibit high biodegrability and are exciting starting materials for the bioplastic and other industries. determining the favored equilibrium direction. Generally, the forward DA condensation reaction dominates up to about 60 °C. However, the reverse backward decomposition of the DA (retro-DA (rDA)) predominate at above 100 °C[17].Rheological properties are very promising to distinguish a gel, whose existence arises from chemical or physical cross-linking, from a vastly viscous non-gel material[19]. A gel is a solidlike material that can be examined by classical rheological methods. Oscillatory shear techniques are commonly used to analyze the rheological behavior of a gel. In fact, frequency sweep tests are frequently used to investigate the properties of a crosslinked material[20][21]. In a frequency sweep test, the materials are exposed to different frequency values at a constant stress and temperature and the storage (G') and loss (G'') modulus are recorded as a function of frequency.

  1,6-diaminohexane with maleic anhydride in the presence of acetic anhydride, nickel acetate and triethylamine. The obtained molecule had a reaction yield of 85%. The 1 H NMR of BMI is reported in Figure 2.

	Sample	Molar ratio	OHfuran (%)
		( Xylan-g-PCL/F-MA)	
	HCgPCL	n.a.	0
	S-10	1:7.4	10
	S-20	1:14.8	20
	S-30	1:22.2	30
	S-40	1:29.6	40
	Figure 2.		
		190	

1 

H NMR signal of BMI in DMSO-d6 at 25°C and 400 MHz

Table 2 .

 2 Characteristics and structural features of the xylan-g-PCL and its furan grafted derivatives. The molar percentage of grafted furan is the amount of the hydroxyl groups in the xylan-g-PCL reacted with the furan, calculated by 1 H NMR. 𝑓 ̅ furan is the furan functionality per polymer chain. n.a. not applicable

	Sample	Theoretical	Experimental	Theoretical	Experimental	Gel conversion	Molecular
		OHfuran (%)	OHfuran (%)*	𝑓 ̅ furan	𝑓 ̅ furan	(%)	weight (g.mol -1 )
	Xylan-g-PCL	n.a.	n.a.	n.a.	n.a.	n.a.	22 100
	S-10	10	8.5	7.4	6.3	43.6	23 480
	S-20	20	15.6	14.8	11.5	30.8	24 700
	S-30	30	23.3	22.2	17.2	24.9	26 050
	S-40	40	31.2	29.6	23.1	21.2	27 400

*

H NMR (400 MHz, DMSO-d6) of F-MA is reported in Figure1. Prior to reaction, maleic
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2.5.Hydrogels degradation study

The degradation of the materials was studied by immersing about 3 g of the sample within a permeable plastic fine mesh specimen holder in 100 ml of physiological isotonic solution (0.154 M NaCl aqueous solution at pH 7.4) and mass loss versus time determined. Prior to the immersion the materials were conditioned to the minimum weight at 37°C in an oven with desiccant. Samples were removed at regular intervals, 1, 3, 5, 8, 12 and 15 days, being taken out of the solution, blotted on filter paper to remove excess solution on the surface, weighed and then dried in an oven to 60°C to constant weight in order to determine weight loss, taking an average of three readings. The weight loss of the material in water and saline solution was determined according to the following:

Where Wf is the final dry sample weight and Wi is the initial dry sample weight

Dynamic Mechanical Analysis (DMA)

The DMA was used for characterizing the mechanical properties of the materials in wet conditions.

Compression tests were performed on the hydrogels at 37°C with DMA Model 2980 (TA, Inc., New Castle, DE, U.S.A.). Cylindrical disks with a radius of 5 mm and thickness of 8 mm were cut from the gel layers. The hydrated samples were placed in between two metal, parallel plates and lubricated with dodecane to prevent drying and barreling. Each sample was preloaded to 0.005 N, which was followed by a strain sweep. Dynamic mechanical analysis was carried out at nominal compressive strain amplitudes ranging from 1% to 12% and at a frequency of 1 Hz.

layer, in which the transport is faster than in the Case II Diffusion.

The slope of ln(Mt/Meq) plotted versus ln(time) corresponds to n. The values of the diffusion exponent (n) are presented in Table 4. The R 2 value of the fits was R 2 > 0.96. The majority of the prepared hydrogels shown values in the range between 0.5 and 1 show anomalous transport behavior. Some samples have (n) value above one indicating a super case II transport behavior which corresponds to the most desirable kinetic behavior for a swelling controlled release material [37][38]. 

Introduction

Bio-based economy or "bioeconomy" is a strategy adopted to reduce the environmental hazards the world is facing today [1]. The European Commission has arranged a strategy to shift the European economy towards a superior and more sustainable consumption of renewable resources [2]. In addition, according to the U.S. Department of Agriculture (USDA), the biobased products already contribute $369 billion to the U.S. economy each year and employment of four million workers [3].

In fact, current research activity targets the replacement of petroleum-based products (products of petrorefinery) with renewable and sustainable materials (biorefinery products) in order to reduce the environmental impacts, provide new energy resources, and conserve petroleum resources [4][5]. According to EA Bioenergy Task 42 Biorefinerie, "Biorefining is the sustainable processing of biomass into a spectrum of marketable products and energy [6]. Biorefinery systems work by processing the input (biomass, that is all plants and plants derivatives) to generate an output (fuel, chemicals, heat, and materials) [7]. The ideal outcome would be to accomplish all of these objectives with the least impact on wildlife, water, soil, or air quality.

The leading polysaccharides that are found in biomass are starch, cellulose, chitin, and hemicelluloses. Hemicellulose (HC) is one of the most common polysaccharides next to cellulose

Water contact angle

The water contact angle measurements were conducted with an NRL Contact Angle Goniometer by Rame-Hart (model 100-00) at room temperature and ambient humidity. A drop of deionized water was placed on the top of a flat surface of HCgPCL copolymer film (1×1cm). The contact angles on two sides of the drop were measured immediately and the average reported. The contact angle was then measured as a function of time. Eight independent measurements were collected and the average was reported.

Aerobic biodegradation test

Biodegradability test was performed based on ISO 14851 standard (Biochemical Oxygen Demand (BOD) measurement) measuring the biological oxygen demand required for degradation of materials by microorganisms under aerobic conditions in a closed respirometer bottles (OxiTop® Control, WTW GmbH, Weilheim, Germany). The OxiTop system includes glass reactors with a carbon dioxide snare in the headspace and a cover containing an electronic pressure indicator. The aqueous medium was prepared as described in the ISO 14851 standard (and mixed with activated sludge sampled in a municipal wastewater treatment station (Monistrol, France)). Between 15-20 mg of samples were mixed in the aqueous medium and stirred at 23 °C for 28 days. The biodegradability of each sample was investigated in duplicate and the average was reported. The ultimate biodegradability was then calculated by the following equation:

Where DT is the biodegradability (%), BODtest and BODblank are the biological oxygen demand of the sample and blank (activated sludge), respectively. C (g.L -1 ) is the concentration of the sample in the aqueous medium and DthOtest (mg.g -1 ) is the theoretical BOD of the sample [31].

Results and discussion:

The substitution ratio (SR) can be investigated also by the peaks intensity of the corresponding signals. SR is defined as the fraction of hemicellulose hydroxyl groups bearing PCL grafts hence, reflecting the grafting efficiency. The SR can be established according to the following equation:

Alternatively, the SRT could be also expressed as follows:

Where, SRT is the total substitution ratio (representing the grafting at both C2 and C3 of XylP), XylP (Total) is the total xylose residues (grafted and un-grafted), and XylP(Grafted) represents the grafted fraction of xylose repeating units.

On the contrary, in order to investigate the SR at C2 and C3 separately, equations ( 6) and ( 7) can be used:

𝑆𝑅 3 = 𝐼(𝐻 3𝑔 ) 𝐼(𝐻 3 + 𝐻 3𝑔 ) (7) groups of the hemicellulose molecules are immobile and their reaction with caprolactone depends on the availability of the grafting agent in the vicinity of the hydroxyl groups [39]. These results show that the graft efficiency is sensitive to reaction conditions (molar ratios of the reactants). Our results are significantly higher than the findings of Zhang et al. [40] in which he reported the grafting of caprolactone onto xylan in dual polar aprotic solvents (N,N-Chapter 6. Investigation of Stimuli-responsive Biomaterials:

Synthesis and Characterization of Xylan-based

Thermoreversible Networks

Introduction

Physically and chemically crosslinked polymeric materials "gels" are of great interest due to their outstanding mechanical and thermal properties [1]. In general, these materials, known as thermosets, are hardly deformable, they lack re-fabrication ability after their synthesis, and are not able to be reprocessed and repaired after fracture. This represents an important environmental and recycling concerns [2]. To overcome such issues, stimuli-responsive polymers have become a chief topic in the field of material science and engineering in the last several decades [3][4] [5]. It is a strategy in which external stimuli (e.g. temperature, light, pH, etc.) are used to encourage the alteration in the polymeric structural features; for instance, the switch of a polymer due to temperature change between the crosslinked "gel" and non-crosslinked "non-gel" state is a typical example [6]. These materials can be used in many applications that include drug delivery [6][7],

wound sealing [8] shape memory [9], and self-healing materials [10].

The reversible transition can provide a tunable processability of the polymeric materials. Based on the conditions, these materials exhibit either thermoplastic or thermosetting features. Temperaturedependent polymer crosslinking-decrosslinking can be performed by Diels-Alder reaction (DA) [11], which is the focus of this study. DA reaction is well entrenched in various domains of organic and material chemistry [12]. It is an organic reaction; specifically, a [4+2] cycloaddition, between a conjugated diene and a dienophile to form a substituted cyclohexene adduct. The reaction is typically favored when the diene and dienophile are engaged to electrodonor and electroattractive groups, respectively. Many have reported the use of furan/maleimide couple as a diene/dienophile system because of its good reactivity [10][13] [14]. DA reaction is a very attractive chemistry mainly due to its thermoreversibility [12][15] [16]. The temperature serves an important role in determined by GPC [31], and with about 90% xylose content as determined by sugar compositional analysis.

2.2.Analysis techniques 2.2.1. Proton Nuclear magnetic resonance ( 1 H NMR)

1 H NMR analysis was recorded using Bruker Avance II spectrometer with a frequency of 400 MHz equipped with a 5 mm multinuclear broad band probe (BBFO+) with a z-gradient coil. The samples (30 mg) were dissolved in DMSO-d6 (1 mL) and the spectra were recorded at 25°C with 128 scans.

Chemical shifts, in ppm were expressed relative to the resonance of tetramethylsilane TMS (δ = 0 ppm). For samples S-10, S-20, S-30, and S-40, 1 drop of TFA (Trifluoroacetic Acid) was added to shift the labile protons to lower fields.

Size Exclusion Chromatography (SEC)

The molar masses of xylan-g-PCL and its furan-grafted derivatives were determined by SEC using DMSO as eluent (flow rate of 0.5 mL/min, 70°C). The analysis was performed on a Malvern Viscotek HT GPC 350 system equipped with refractive index (RI) and viscometer detectors. PSS-GRAM columns with a range of 100-1000000 g/mol were used. Molecular weights were calculated referring to a universal calibration with pullulan polysaccharide standards.

Film preparation

Films for mechanical testing were prepared using a hydraulic manual press compression mold.

The materials were loaded into a square Teflon board and subsequently compression molded under 100 bar for 2 min and then under 200 bar for 5 min at the molding temperatures of 160°C. After molding, the specimens were cooled at room temperature. The materials were stored for five days at room temperature prior to the mechanical assessment to allow the re-crosslinking via the DA chemistry. The thickness of the obtained films was 0.2-0.4 mm. Measurements of the thickness of the films did not show any significant difference.

Mechanical tensile properties

Mechanical tensile testing of the films (35×4×0.3mm) was conducted at room temperature using a Shimadzu Autograph AG-500A (Shimadzu Corporation, Kyoto, Japan). A crosshead speed of 10 mm/min and a 12 mm distance between grips were the parameters used. Five independent measurements were collected and standard deviation were calculated.

Hydrolytic degradation test

The hydrolytic degradation of the designed materials was studied by immersing the pre-weighed samples into 10 mL of phosphate buffer solution PBS (pH 7.4) at 37°C (similar to physiological conditions) and mass loss versus time was determined. Prior to the immersion, the materials were conditioned to a minimum weight at 37°C in an oven with desiccant. Samples were removed at regular intervals: 5, 10, 20, and 33 days, being taken out of the solution and washed with distilled water, blotted on filter paper to remove excess solution on the surface, weighed and then dried under vacuum (0.2 mbar) at 40°C for 5 days, and weighed again, taking an average of three readings. The percentage weight loss of the material in PBS was determined according to the following equation:

Where Wf is the final dry sample weight and Wi is the initial dry sample weight.

Rheological studies

The Dynamic rheological analysis was performed with an Advanced Rheometric Expansion System (ARES-G2) rheometer using a parallel-plate geometry with 8 mm diameter. The materials were first subjected to maturation tests to ensure the crosslinking DA equilibrium [32]. Maturation tests were done at 80°C for 2h, in the linear viscoelastic region, as measured earlier by strain sweep tests. Creep-recovery measurements were performed by exposing the test specimens to an applied stress of 500 Pa for 30 min followed by a recovery period of 80 min at an isothermal temperature.

Synthesis of Diels-Alder materials

The temperature dependent reversibility of the DA chemistry has been used in the design of novel polymeric materials, particularly in the manufacture of thermoreversible crosslinked polymers [10][35]. In this study, the DA crosslinking reaction is expected to occur between the furan group of furan grafted xylan-g-PCL materials and bismaleimide (BMI) (Figure 6).

The qualitative solubility tests of the dried DA crosslinked materials at room temperature in DMSO are reported in Table 3. After 4 h of mixing, DA-10 was totally soluble unlike DA-20, DA-30, and DA-40; in which they showed a high tendency to form insoluble gels. This observation was based on the amount of the grafted furan. In fact, the sample with the lowest furan content (DA-10) and with a functionality of 6.3 was not able to form a gel in the reaction medium.

However, all the other samples DA-20, DA-30, and DA-40 were able to form gels. This observation can be attributed to the inability of the material with low furan content (DA-10) to reach the gel point as discussed by Flory-Stockmayer theory [36][37]. As unexpected, this material was probably incapable to reach the required conversion percentage to form a network in the synthesis condition. In fact, DA-10 showed the highest gel conversion (43.6%, Table 2) and most probably it was not able to reach this conversion due to the reaction condition at 30°C. The other samples, due to the lower gel conversion (30.8-21.2%), were able to reach gelation at 30°C. △T represent the increase in temperature.

Table 3. Qualitative solubility tests at room temperature in DMSO *(×) refers that the sample was not able to form a gel in DMSO and (√) represents the ability of the sample to form a gel as observed in DMSO at room temperature after 4 h under magnetic stirring.

Tensile mechanical properties

The tensile tests of the designed materials (furan grafted copolymer and the DA crosslinked materials) are reported in