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Briques de construction à base d’anthracénylporphyrines pour la 

fabrication bottom-up de nanostructures de graphène dopées à l’azote 
 

 

Les porphyrines sont des molécules présentent à l’état naturelles dans l’environnement biologique. 

Etant un composant essentiel de l’hémoglobine, elles sont souvent attribuées à la couleur rouge du 

sang et sont aussi présentes sous une forme dérivée dans la chlorophylle, responsable de la 

photosynthèse et de la couleur verte des plantes. Dans le domaine des nanosciences, les porphyrines 

sont étudiées depuis plusieurs décennies pour leurs propriétés optiques et électroniques à la fois par 

les physiciens et les chimistes. Parmi ces études, il a été montré que les propriétés d’absorptions et 

d’émissions optiques des porphyrines peuvent être considérablement modifiées par la fusion 

d’Hydrocarbures Aromatiques Polycycliques (HAPs) substitués sur leurs positions méso via la 

réaction de Scholl conduisant à la formation de porphyrines π-étendues. Ces porphyrines π-étendues 

présentent de nouvelles propriétés d’absorption et d’émissions par déplacement bathochrome avec 

possiblement des bandes optiques dans l’infrarouge proche. D’un point de vue chimique, les 

porphyrines sont des molécules robustes pouvant être substituées à leurs périphéries par une grande 

variété de fonctions ou groupes directionnels et ont été largement étudiées comme blocs de 

construction pour la conception d’édifices supramoléculaires. La fabrication et le contrôle du taux de 

dopants dans les nanostructures de graphène tels que les quantum dots (GQDs), les nanorubans 

(GNRs) et les nanomèches (GNM) représentent d’importants enjeux en recherche car les structures 

de ces nanomatériaux doivent être contrôlés avec une précision atomique afin de pouvoir contrôler 

en retour l’ouverture d’une bande interdite et leurs propriétés optoélectroniques. L’approche bottom-

up est une méthode de synthèse basée sur la fabrication de nanomatériaux à partir de l’assemblage de 

petites molécules utilisées comme bloc de construction permettant potentiellement de former des 

structures avec une précision atomique. Bien que de nombreux GQDs et GNRs ont été obtenus par 

approche bottom-up, aucun GNM n’a encore été formé par cette approche à ce jour. Dans ce contexte, 

les dérivés de porphyrine à teneur contrôlée en azote sont des composés attrayants pouvant être 

utilisés soit comme éléments de base pour la fabrication bottom-up sur surface catalytiques de GNRs 

et GNMs dopés à l’azote, soit comme GQDs dopés à l’azote sous forme de porphyrines π-étendues. 

Au cours de cette thèse, nous avons développé une série de blocs de construction à base 

d'anthracénylporphyrines halogénées et avons étudié leurs assemblages sur surfaces. Nous avons 

également étudié la fusion d'anthracényle, de pyrényle et de naphtylporphyrines méso-substituées via 

une méthode de pyrolyse flash pour former des porphyrines π-étendues alternativement à la réaction 

de Scholl trop restrictive en solution. 

 



 

    

Dans le chapitre II, nous avons reporté la synthèse de blocs de construction à base 

d’anthracenylporphyrins halogénées que nous avons nommés BrTAP, ClTAP, ITAP BrDTAP et 

BrBAP. Bien que BrTAP, ClTAP et BrBAP ont été synthétisés et caractérisées par les techniques 

analytiques usuelles, il a été déterminé que ITAP était instable dans les conditions ambiantes. La 

synthèse de BrDTAP a été réalisé avec succès et sa caractérisation par RMN proton est toujours en 

cours au laboratoire. Nous avons étudié le dépôt de BrTAP sur différentes surfaces et suivi 

visuellement son assemblage sur surface par microscopy à effet tunnel (STM). Dans la plupart des 

cas, une forte interaction par π-stacking entre les anthracenes a conduit à des organisation 1D avec 

une configuration de porphyrines adsorbées sur le côté (edge-on configuration) empêchant la 

polymérisation et la formation de réseau nécessaire à la formation de GNM. Seul le dépôt de BrTAP 

sur Pd (111) a conduit à la formation d'une organisation 2D de porphyrines adsorbées à plat. 

Cependant, lors de l’étape de polymérisation  induite par recuit de la surface, la phase fut modifiée et 

un retour à la configuration edge-on a été observé. Ces résultats ont permis de mieux comprendre le 

comportement sur surface des tétra-anthracénylporphyrines et d’envisager des alternatives pour la 

suite de ces travaux. 

Pour l'avenir, nous sommes convaincus que l'étude du dépôt de BrDTAP sur surface pourrait 

conduire à un assemblage complètement différent en raison de la perturbation de l'interaction 

intermoléculaire due au rang supplémentaire d'anthracènes sur le bloc de construction et conduire à 

la formation de GNM. En effet, selon des études théoriques sur la structure de BrDTAP, les deux 

rangs d’anthracène sont presque perpendiculaires entre eux ce qui pourrait fortement perturber 

l’interaction de π-stacking. D'autre part, le deuxième rang d'anthracène est presque parallèle au plan 

macrocyclique de la porphyrine et pourrait favoriser une absorption à plat avec les substrats 

permettant la polymérisation dans les deux dimensions du plan de la surface. 

D’autre part, considérant qu'aucune étude liée à la cyclodéhydrogénation sur surface des HAPs sur 

des porphyrines n'a été reportée jusqu'à présent, il serait intéressant d'étudier le dépôt de ClTAP sur 

Pd (111) afin d’étudier la réaction de cyclodéhydrogénation entre anthracènes et porphyrines en 

inversant les températures d’activation des réactions de cyclodéhydrogénation et de polymérisation 

par déhalogenation. En effet, en remplaçant le brome par le chlore, Jacobse et ses collaborateurs ont 

constaté que la cyclodéhydrogénation intramoléculaire du 10,10'-dichloro-9,9'-bianthryle (DCBA) se 

produisait à une température inférieure à celle requise pour la polymérisation par déhalogénation et 

conduisait à la formation de polybisanthracène désordonné. Puis-ce que nous avons observé une 

adsorption à plat de BrTAP sur Pd (111), nous pensons fortement que la ClTAP sera adsorbée de 

manière similaire sur Pd (111) et l’étude de son dépôt pourrait permettre d’examiner la réaction de 

cyclodéhydrogénation entre anthracènes et porphyrines si la cyclodéhydrogénation a lieu avant la 

réaction de polymérisation sur surface. 

 



 

    

L'étude des dépôts de BrBAP sur Cu (110) et Cu (111) à température ambiante n'a pas conduit à une 

adsorption stable des précurseurs et le dépôt à 250 ° C et à 400 ° C a conduit à la formation 

d'assemblages d'orientation indéterminée. Nous avons expliqué les résultats par une faible interaction 

molécule-substrat des surfaces de Cu à température ambiante et par la forte réactivité à haute 

température ne permettant pas un contrôle séquentiel des réactions assistées sur surface empêchant la 

formation contrôlée de GNR. 

A l’avenir, il serait intéressant d'étudier le dépôt de BrBAP à température ambiante sur Pd (111) pour 

obtenir la formation de GNR sur surface. En effet, la haute réactivité de la surface de Pd (111) devrait 

renforcer l’interaction entre les molécules de BrBAP et le substrat et pourrait potentiellement 

conduire à une adsorption stable des précurseurs à température ambiante. Un recuit ultérieur de la 

surface permettrait l'activation séquentielle de réactions assistées sur surface conduisant à la 

formation de structures contrôlées. 

Dans le chapitre III, une série de porphyrines substituées en position meso avec du naphthalene 

(ZnSNP), du pyrène (ZnSPP et ZnTPyP) et de l’anthracène (ZnSAP, ZnBAP et ZnTAP) ont été 

synthétisées et utilisées comme précurseurs pour l’étude de la formation de porphyrines π-étendue 

via la méthode de pyrolyse flash. Un montage expérimental a été mis au point et validé par 

reproduction de la réaction de fusion de la ZnTPyP reporté dans la littérature. A partir des 

expériences de pyrolyse de ZnBAP et ZnTAP, nous avons déduit que la fusion de multiple 

anthracene était difficilement contrôlable et faisait face à des problèmes de non-liquéfaction, 

sublimation et de sévère dégradation des précurseurs. Nous avons réussi la fusion à 515°C des sous 

unités anthracene, pyrene et naphthalene des molécules de ZnSAP, ZnSPP et SNP respectivement 

et prouvé l’efficacité de notre méthode de pyrolyse flash. Les produits fusionnés nommés fused 

ZnSAP, fused ZnSPP ont été correctement isolés et la purification de la fused ZnSNP est toujours 

à l’étude. De plus, nous avons montré que le zinc pouvait être retiré de la cavité de la molécule fused 

ZnSPP par traitement acide conduisant à la formation d’une porphyrine π-étendue sans présence de 

métaux nommée fused SPP.  

Dans le chapitre IV, nous avons montré que les quatre anthracenes à la périphérie de la molécule de 

BrTAP pouvait être fonctionnalisés par le couplage de Suzuki-Miyaura en réaction avec des acides 

phenyl-, tolyl-, p-methoxyphenyl-, napthyl- and pyrenylboronic et générer une série de nouvelles 

molécules à base de tétra-anthracénylporphyrines nommées TPAP, TTAP, TMPAP, TNAP, TPyAP. 

Les caractérisations optiques des dérivés de tétra-anthracényl porphyrines avec les phényles (TPAP), 

les naphtyles (TNAP) et les sous-unités pyrényle (TPyAP) ont été étudiées. Nous avons constaté que 

les spectres d’émission de TPAP, TNAP et TPyAP montraient presque exclusivement la 

fluorescence du noyau de porphyrine dans la région visible avec l’extinction de la fluorescence des 

HAPs dans les régions UV ou visibles, à l’exception de la TPyAP dans laquelle l’émission de pyrène 

exciplex était discernable. Les arguments concernant l'extinction de la luminescence des HAPs, les 



 

    

chevauchements d'absorption et d'émission, la reconnaissance des signatures optiques de chaque sous 

unité par excitation de la photoluminescence (PLE) et les calculs par Density Functional Theory (DFT) 

sont en accord avec l'hypothèse d'un transfert d'énergie des HAPs externes vers le noyau de 

porphyrine. Cependant, seule une spectroscopie d'absorption / émission transitoire confirmerait 

définitivement cette hypothèse. Enfin, nous avons montré que la molécule de BrTAP pouvait être 

utilisée comme un dérivé fonctionnel pouvant ouvrir la voie à l’utilisation de tétra-

anthracénylporphyrines comme élément de base pour la construction de structures plus complexes. 
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 Porphyrins 

 Generalities 

The origin of the term porphyrin derived from the word porphura for purple in Greek as a reminder 

of the intense violet colour of most of porphyrins. From a chemical point of view, a porphyrin is a 

macrocycle constituted by four pyrrolic units connected with methines bridges. Crystallographic 

studies revealed that this macrocycle is flat and allows an important electronic delocalization of the 

18 electrons constituting its π-conjugated system as illustrated in Fig. I-1. 

 

Fig. I-1 Representation of the electronic delocalization of the 18 π-conjugated electrons within a macrocycle 

of porphyrin. 

A nomenclature proper to porphyrin was developed to describe the variety of the chemical 

substitutions on the α, β, meso positions or on nitrogen atoms present in the cavity (Fig. I-2). 

 

Fig. I-2 a) Chemical structure of porphyrin with specific positions annotated; b) first system of nomenclature 

of porphyrin proposed by Fisher in the 1930s; c) actual IUPAC nomenclature adopted since 1987 

The first system of nomenclature of porphyrin was proposed by Fisher in the 1930s. β-pyrrolic 

carbons were numbered from 1 to 8 while carbons on meso positions were represented by symbols α, 

β, γ and δ (Fig. I-2, b).1,2 Since 1987, with the development of porphyrins and because of the increase 

of complexity of chemical structures, the actual IUPAC system has been adopted.3 According to the 

IUPAC system, carbons at α and β pyrrolic positions are respectively numbered 1, 4, 6, 9, 11, 14, 16, 

19 and 2, 3, 7, 8, 12, 13, 17, 18; meso positions are numbered 5, 10, 15, 20; and nitrogens from 21 to 

24 (Fig. I-2, c). 

The properties of porphyrins can be modulated by chemical substitutions over the macrocycle which 

affect the planarity and thus the global electronic of the system. A non-substituted macrocycle is 

called porphin whereas the usual name porphyrin is dedicated to a macrocycle with substitutions. The 

substituents are generally observed on pyrroles (β positions) in natural porphyrins while most of the 

synthetic porphyrins are substituted on their methine bridges (meso positions). The variety of meso-
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substituted porphyrins can be divided into seven categories abbreviated as A4, A3B, trans-A2B2, cis-

A2B2, cis-A2BC, trans-AB2C, ABCD depending on the nature and positions of the substituents (Fig. 

I-3). 

 

Fig. I-3 Representation of the seven categories of meso-substituted porphyrins 

Moreover, the cavity of free-base porphyrins, with a size between 18 to 22 angstroms, is able to 

chelate most of metals from the periodic table and form metalloporphyrins (Fig. I-4). The 

coordination of a metal M is stabilized by the bonds with the four nitrogens within the macrocycle. 

Most of these metals are able to complete their coordination spheres with other relatively labile axial 

ligands (L). In addition to chemical substitutions, the presence and nature of the metal in the cavity 

also allows modulation of the optical and electronic properties of porphyrins with a visible effect on 

the UV-visible absorption spectra. 

 

Fig. I-4 Coordination of a metal M in the cavity of a porphyrin macrocycle. Axial labile ligands L are 

susceptible to complete the sphere of coordination of the inserted metal. 
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 Natural porphyrins 

Porphyrin and its derivatives constitute a class of compounds particularly present in biological 

systems. Historically, the discovery of porphyrin is related to the first investigation in biology of 

chlorophyll. Chlorophyll is a central element in natural photosynthesis. Its structure is based on an 

analogue of porphyrin called chlorin in which two carbon atoms of a pyrrole ring are sp 3 hybridised; 

the macrocycle contains a Mg2+ cation (Fig. I-5).4 The chlorin core is also responsible for the intense 

green colour of leaves. 

 

Fig. I-5 Chemical structure of chlorophyll 

In 1884, F. Verdeil suggested that the green pigment of leaves should have the same origin as the red 

colour of blood. Indeed, the origin of the apparent red colour of blood is due to a strong absorbance 

of haemoglobin, a metalloprotein known to ensure the function of transport of oxygen in most living 

organisms.5 Haemoglobin (Fig. I-6, a) is composed of four subunits, each containing an iron-

porphyrin called heme. In biology, the term heme is used to describe the active centres of proteins 

based on iron-porphyrins. Nowadays, different types of hemes have been discovered and classified, 

the most abundant is the heme b (Fig. I-6, b). 

 

Fig. I-6 a) 3D structure of haemoglobin; b) chemical structure of heme b. 

 

a) b)

a) b)
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 Synthetic strategies 

Rothemund reported in 1935 the first method to synthesise symmetric meso-substituted porphyrins.6 

This method consisted in the condensation of pyrrole and aldehyde in a closed tube with pyridine 

under an inert atmosphere. The tube was heated at different temperatures from 140°C to 220°C for 

24h - 48h and led to porphyrins in 5-10% yields. However, the harsh conditions used for the synthesis 

limited the choice of starting materials and thus the development of this method. In 1964, an 

alternative method was reported by Adler and Longo who performed the condensation reaction in air 

with propionic acid instead of pyridine at reflux (Fig. I-7).7 This method usually yields 20% of meso-

substituted tetra-aryl porphyrin in approximatively 30 min and is still applied nowadays for the gram 

scale preparation of porphyrins. 

 

Fig. I-7 Synthesis of a 5,10,15,20-tetraphenylporphyrin (TPP) under the method developed by Adler and 

Longo. 

By adapting the protocol of Adler and Longo, Little et al.8 developed a method called “mixed 

aldehydes” to synthetise asymmetric meso-substituted porphyrins by adjusting the number of 

equivalents of different aldehydes. However, this method often leads to a complex mixture of isomers 

difficult to separate.  In 1986, Lindsey developed a strategy to synthesise porphyrins giving up to 50% 

yield under mild conditions.9 In this method, the reaction was performed at room temperature (r.t) 

under an inert atmosphere of nitrogen (N2) or argon (Ar). A first step of polycondensation was 

initiated by addition of catalytic amount of Lewis acid (TFA or BF3OEt2) to form the porphyrinogen. 

In a second step, the porphyrinogen was oxidized with DDQ (2,3-dichloro-5,6-dicyano-1,4-

benzoquinone) or p-chloranil (Fig. I-8) to afford the corresponding porphyrin. 

 

Fig. I-8 Synthesis of a 5,10,15,20-tetraphenylporphyrin (TPP) under the method developed by Lindsey. 
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To understand the strategy developed by Lindsey, the mechanism of the formation of porphyrin is 

displayed in Fig. I-9. The amount of the resulting porphyrin directly depends on the concentration of 

porphyrinogen formed by the cyclocondensation reaction which is in competition with the reaction 

of linear polymerisation. Therefore, to enhance the yield of the formation of porphyrin, it is necessary 

to increase the preliminary formation of porphyrinogen species. In the previous methods developed 

by Rothemund and Adler/Longo, the porphyrinogen was immediately oxidized after its formation by 

surrounding oxygen and the porphyrin product was thus kinetically formed. Knowingly that the 

formation of a macrocycle is thermodynamically favourable, the idea of Lindsey was to introduce an 

equilibrium in the reaction to increase the formation of thermodynamic species. Therefore, to avoid 

an irreversible oxidation of polymers, the condensation reaction is protected from oxygen and 

conducted under inert atmosphere. In a second time and only after reaching the equilibrium, the 

porphyrinogen is irreversibly transformed into porphyrin by oxidation. 

 

Fig. I-9 Mechanism of formation of the tetrapyrrolic macrocycle of porphyrin. 

In the early 1960’s, MacDonald described the synthesis of trans-A2B2 porphyrins with a protocol that 

involved a first step of acid catalysed condensation between a dipyrromethane (containing the group 

A) and an aldehyde (containing the group B) that led to the formation of a porphodimethene 

intermediate. A second oxidation step afforded the corresponding A2B2 porphyrin (Fig. I-10).10 

 

Fig. I-10 MacDonald-type 2+2 condensation for the synthesis of asymmetric A2B2 porphyrin. 
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In addition to the formation of challenging A2B2 porphyrins, the authors demonstrated that 

dipyrromethanes were species stable enough to be isolated as intermediates. 

The major issue in this method was the possible rearrangement of substituents during the 

condensation reaction known as “scrambling” that could lead to a complex mixture of isomeric 

porphyrins.11 In 1998, the group of Lindsey reported optimal synthetic conditions to form trans-A2B2 

porphyrin with a minimal scrambling as a function of concentration of acid and reactants.12 Last but 

not least, other methods exist for the formation of A3B porphyrins based on 3+1 condensation.13–15 

 Optical properties of porphyrins 

The characteristic absorption spectrum (Fig. I-11, deep blue) of a free-base porphyrin is composed 

of an intense absorption band around 420 nm called “Soret” and less intense bands between 500-700 

nm called “Q bands”. Four Q bands are expected for free-base porphyrins and two Q bands for 

metallated ones. The emission spectrum of a porphyrin exhibits two bands located between 650 nm 

and 720 nm (Fig. I-11, light blue). 

 

 

Fig. I-11 Absorption (deep blue) and emission (light blue) spectra of a 5,10,15,20-tetraphenylporphyrin.16 

 NMR spectroscopy of porphyrins 

The 1H NMR spectrum of a porphyrin displays three characteristic signals: 

- β-pyrrolic protons are located around 8-9 ppm. The multiplicity and chemical shift of these 

signals depend on the symmetry of porphyrins and vary as a function of the substituents 

present at meso positions. 

- Protons in meso position are located around 10 ppm. 

- In free-base porphyrins, the protons of the nitrogen atoms in the cavity of the macrocycle are 

observed around -2 ppm with a broad signal characteristic of their labile nature. 

The chemical shifts of the signals is due to an anisotropic magnetic cone in the macrocycle that 

strongly shields protons of the nitrogens in its cavity and deshields the protons in meso positions.17 
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 Optoelectronic and redox properties of porphyrins 

As mentioned previously, a chelate effect due to the four nitrogens within the cavity of the macrocycle 

of porphyrins allows the formation of stable complexes with metals. Metallo-porphyrins exhibit redox 

properties that can be modulated by the nature of metals. The systems can be used as sensitizers to 

activate photo-induced oxidations like epoxidation,18–20 sulfoxidation,21–23 hydroxylation,24,25 

oxidation of alcohols26,27 or to activate redox processes with oxygen.28,29 In addition to the nature of 

metals, the variety of substitutions of porphyrins allows chemists to both control the symmetry and 

modulate the optoelectronic properties of porphyrins. Therefore, porphyrins constitute an appealing 

and convenient material for applications in energy conversion,30–33
 molecular sensing,34–36

 and non-

linear optics.37–39 On the other hand, the development of materials with optical properties in Near 

Infra-Red region (NIR) is of great interest in biology. Particularly, the research in diagnosis and 

photodynamic therapy (PDT) requires the use of NIR dyes in excitation or in emission because of the 

relative transparency of biological tissues in the NIR region.40–43 In this context, a red-shift of the 

properties of porphyrins is attractive to promote NIR dyes. A red-shift of the optical properties of a 

material can be achieved by an extension of its electronic system that leads to a decrease of the 

HOMO-LUMO bandgap. Because porphyrins intrinsically strongly absorb in the visible region, the 

development of NIR dyes based on π-extended porphyrins has emerged as a hot topic of research. 

 π-extended porphyrins 

π-extended porphyrins can be seen as porphyrins with extended skeletons that are able to participate 

to the delocalization of electrons and exhibit structures, electronic and optical properties that are 

significantly different from those of porphyrins. The β-fusion of porphyrins with Polycyclic Aromatic 

Hydrocarbons (PAHs) is a popular method to form π-extended porphyrins with a red-shift of the 

optical absorption and emission.44 The general term of “fusion” describes the set of reactions able to 

connect molecular fragments to the porphyrin core by at least two bonds that prevent the free rotation 

between subunits, flatten the molecular assemblies and afford fully conjugated systems. The fusion 

of PAHs on porphyrins are achieved by cyclodehydrogenation or oxidative ring closure reactions that 

are not dissociated in the literature and often referred to a single term as Scholl reaction (Fig. I-12, 

b).45 

 

Fig. I-12 Illustration of the Scholl reaction used to achieve the β-fusion of the PAH substituted in meso-
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position of the porphyrin macrocycle and form a flat and conjugated π-extended porphyrin. 

However, the cyclodehydrogenation reaction on PAH-porphyrins succeeds only under very specific 

conditions. Indeed, Yamane et al.46 reported in 2004 the fusion of pyrene on porphyrins and suggested 

that the fusion of PAHs should occur only when porphyrins were metallated with nickel and when 

PAHs contained ether or ester activating groups. Subsequently, the group of Osuka reported in 2006 

the fusion of Ni-porphyrins substituted in meso-positions with azulene moieties containing esters. 

The quadruply azulene-fused porphyrins exhibited two major bands on the absorption spectrum at λ 

= 684 and 1136 nm.47 In 2011, the group of Anderson reported the fusion of four anthracenes on the 

core of a porphyrin and the resulting fused product exhibited strong absorption properties in the NIR 

region until 1417 nm (Fig. I-13).48 Recently, the groups of Müllen and Narita reported the fusion of 

hexabenzocoronene derivatives on Ni-porphyrins and the products of fusion exhibited intense 

absorption bands in NIR region up to 1176 nm.49 

 

Fig. I-13 Absorption spectra and chemical structures of unfused- (left, grey) and fused- (right, black) 

[5,10,15,20-tetrakis(4,5-bis(mesityloxy)anthracen-9-yl)porphyrinato]Ni(II). Due to the fusion with the four 

anthracenes on the macrocycle, an important change of the optical properties was observed with a maximal 

absorption band in NIR region at 1417 nm.48 

Unfortunately, the metalation of porphyrin with nickel causes a fast deactivation of the porphyrin 

excited states while the substitution with donor groups drastically limits tuning the periphery of the 

molecule. In 2012, the group of Thompson proposed a method of pyrolysis to activate the reaction of 

fusion of PAHs to meso-substituted Zn-porphyrins.50 This method does not require the presence of 

Ni in the porphyrin neither the presence of activating groups on PAHs and the efficiency of the 

method was demonstrated with porphyrins containing naphthalene, pyrene, perylene and coronene 

derivatives. The solubility and processibility of the fused compounds were conserved but mixtures of 
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syn/anti isomers were reported due to the asymmetry of the PAHs studied, as illustrated with the 

thermal fusion of [5,15-bis(pyren-1-yl)porphyrinato]Zn(II) (Fig. I-14). 

 

Fig. I-14 Thermal activation of cyclodehydrogenation reaction of a [5,15-bis(pyren-1-yl)porphyrinato]Zn(II) 

leading to a mixture of isomers due to the free rotation of the pyrene moieties in the starting material.50 

 Porphyrin-based building blocks 

Considering the robustness of the core of porphyrin and the easy access to a large variety of topologies, 

porphyrins are particularly suitable as building blocks for the formation of molecular materials. 

Indeed, the control of the number, positions and nature of the chemical substitutions with directional 

connecting groups allow the design of linear-, right-angled- or cross-shaped porphyrins.  Drain and 

Lehn reported in 1994 a series of pyridylporphyrin building blocks for the formation of 

supramolecular dimers or square structures that self-assembled by coordination of trans or cis 

complexes of Pt(II) or Pd (II) (Fig. I-15).51 
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Fig. I-15 Supramolecular structures reported by Drain and Lehn. Pyridylporphyrin building blocks used to 

form different supramolecular architectures by coordination with trans-, cis- complexes of Pt(II) or Pd(II).51 

The formations of supramolecular structures were monitored by UV-Visible spectroscopy; the spectra 

exhibited a red-shift of the Soret band and a change of the intensity of absorbance. Further evidence 

came from the chemical shifts on the 1H NMR spectra and the presence of unique compounds with 

Pt were confirmed by the observation of a single resonance on the 195Pt NMR spectra. 

A large collection of examples incorporating porphyrin-based building blocks with variety of 

topologies can be found in the literature; these supramolecular architectures usually find applications 

in host-guest chemistry, artificial light-harvesting, catalysis and molecular photonics.52–58 

 Porphyrin-based polymers 

In the context of porphyrin-based materials, porphyrins can be used as monomeric species to form 

polymers.59,60 One of the most impressive examples is the synthesis of a giant polymer with micro-

meter length based on meso–meso linked porphyrins reported by the group of Osuka in 2005 (Fig. 

I-16).61 This polymer containing up to 1024 monomers was formed by iterative synthesis via the 

coupling of zinc porphyrins in the presence of AgPF6.  

 

Fig. I-16 Chemical structure of the giant polymer containing up to 1024 units of porphyrin reported by the 

group of Osuka.61 

Porphyrins have been also widely used for the fabrication of 2D or 3D Metal Organic Frameworks 

(MOFs) (Fig. I-17).62,63 These networks were self-assembled by coordination of porphyrins with 

metal complexes and the structure of the final assemblies were directly programmed by a careful 

choice of shape, size, positions and number of coordinated groups of the building blocks. 



Chapter I.  Introduction 

 

11 

 

 

Fig. I-17 Examples of a) 2D; and b) 3D-MOFs structures. 

 π-conjugated polymers of porphyrin 

In the context of molecular electronics,64–67 π-conjugated polymers based on porphyrins have inspired 

scientists.68 Because the electronic interaction depends on the nature and the positions of the bridge 

between the moieties, several strategies to interconnect monomeric species and form π-conjugated 

polymers of porphyrins emerged.69,70 These strategies are summarized in three categories: 

- Strategy A: monomeric porphyrins are connected with a single bond by using a π-conjugated 

bridge allowing the free rotation of macrocycles between meso-positions as, for example, with 

ethyne71–73 or ethene groups (Fig. I-18, a).74–76 

- Strategy B: monomeric porphyrins are connected by fusing π-conjugated bridges at β-

positions. For example, Crossley et al.77–79 used a polycondensation reaction between 

tetracyanophenyls and carbonyl groups at β-positions of porphyrins to form the fused polymer 

represented in Fig. I-18, b.  

- Strategy C: monomeric porphyrins are connected through multiple bonds, by fusing porphyrin 

subunits at β,β-positions and meso,meso-positions. For example, the group of Osuka reported 

the structures of fully aromatic tapes of porphyrins consisted in flat 1D and 2D polymers of 

porphyrins as represented in Fig. I-18, c.80–82 The 1D extended polymer exhibited an 

exceptional red-shifted absorption band up to 2800 nm.  

a)
a) b)



Chapter I.  Introduction 

 

12 

 

 

Fig. I-18 Illustration of the three main strategies applied to form fully π-conjugated polymers of porphyrin 

with corresponding examples from the literature. Porphyrin subunits can be connected by a) π-conjugated 

bridge between meso-positions; b) β-bonds; c) three bonds connecting β-, and meso-positions. 

It is worth mentioning that in solution, these strategies give a limited degree of polymerisation 

because of the decrease of solubility over the polymerisation process. Strategies of on-surface 

synthesis have been developed to overcome the limitation of solutions and achieve the formation of 

expanded assemblies of porphyrins. The assemblies are built-up from molecular precursors deposed 

on substrates (in situ in the chamber of a scanning tunnelling microscope) and the supramolecular 

assemblies are imaged via Scanning Tunneling Microscopy (STM). 

 Synthesis on surface 

 STM Operating principle 

Scanning Tunneling Microscopy (STM) is an analytical tool that allows imaging of the surfaces and 

adsorbed species with atomic resolution. The simplified operating concept of a scanning tunneling 

microscope shown in Fig. I-19, is based on a dependence of the tunnelling current with the distance 

separating a conductive tip ending with a single atom (probe) and a conductive surface (sample).83,84 

The sensitivity of the STM technique is derived from the exponential dependence of the tunnelling 

current that makes possible the detection of small variations of distance between the probe and the 
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surface. To keep a constant value of the tunnelling current while scanning horizontally the plane of a 

surface with the tip (x, y positions), the position of the probe along the z axis has to vary as a function 

of the morphology of the surface. Consequently, the morphology of a surface can be imaged by 

combining the data positions on the plane (scanning surface along x, y axes) and out of the plane 

(along z). An example of an image of the topographic scan of a surface of graphite by STM is shown 

in Fig. I-19. 

 

Fig. I-19 Illustration of the operating principle of a STM. 

STM can operate either in solution at ambient pressure and room temperature (r.t) or under ultra-high 

vacuum (UHV) conditions. STM at the solid-liquid interface simplifies the maintenance and the 

preparation of samples but the substrates are exposed to the surrounding environment, which can 

modify the surface of sensitive substrates. In contrast, STM under UHV conditions drastically limits 

the access to samples and usually implies the preparation of the sample in-situ. However, oxygen-

sensitive surfaces are preserved from the external environment that allows the use of catalytic 

substrates and chemical reactions required to form covalent assemblies on surface. Therefore, STM 

under UHV conditions have been widely used as a powerful analytical tool to explore the structures 

of covalent nanomaterials prepared by “on-surface” synthesis.85–87 

 Covalent assemblies of porphyrins on surface 

Although few examples were reported in the literature in 90s,88,89 the “on-surface” synthesis have 

truly emerged as a promising strategy for the bottom-up fabrication of well-defined molecular 

assemblies since 2007. Grill et al.90 reported the formation of dimers, linear chains and 2D networks 

of porphyrins from the polymerisation of variety of para-substituted bromotetraphenylporphyrins via 

surface-assisted Ullmann coupling on Au (111) (Fig. I-20). Although STM was used as an analytical 



Chapter I.  Introduction 

 

14 

 

tool to visualize the assemblies on the surface, this technique probes low-energy electronic states and 

cannot be related to the bonding structures. Therefore, STM images were supported with theoretical 

calculations to provide a reliable interpretation of the structures. 

 

Fig. I-20 a) Chemical structures of the designed building blocks based on para-substituted 

tetraphenylporphyrins with bromines; b) STM images of the corresponding controlled assemblies after on-

surface polymerisation of the precursors leading to dimers, linear chains and 2D networks; c) chemical 

structures of the corresponding nanostructures.90 

Hierarchical strategies by means of control of the order of activation of surface-assisted reactions 

have been investigated by Lafferentz et al.91 with the deposition of 5,15-bis(4-bromophenyl)-10,20-

bis(4-iodophenyl)porphyrins on Au (111). Annealing the surface at T1 (393K) induced a first 

polymerisation with the activation of iodines that led to the formation of linear chains. Additional 

annealing the surface at T2 (523K) induced lateral polymerisation between chains by activation of 

bromines that led to the desired formation of networks of porphyrins (Fig. I-21).92 This work 

demonstrated the difference of temperature of activation of the Ullmann coupling depending on the 

nature of the halogens that allowed the selective control of the direction of growth and the structure 

of the nanomaterial on the surface. 

On-surface synthesis

cBrTPP trans-Br2TPP Br4TPPa)

b)

c)
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Fig. I-21 a) Illustration the hierarchical Ullmann-coupling strategy. b) Chemical structure of 5,15-bis(4-

bromophenyl)-10,20-bis(4-iodophenyl)porphyrin and STM images of c) the linear chains formed by iodines 

activation after annealing the surface at T1 (393K); d) the network of porphyrin afforded by bromines 

activation after annealing the surface at T2 (323K).91,92 

As an alternative to the Ullmann-coupling, Sonogashira-type93and Heck-type94 coupling reactions 

have also been reported with porphyrins on a surface. In addition, Wiengarten et al.95 reported the 

polymerisation of porphine via surface-assisted dehydrogenative homocoupling via direct CH 

activation. From STM, Near-edge X-ray Absorption Fine Structure (NEXAFS) and theoretical 

calculations, three distinct motifs of coupling were comprehensively distinguished (Fig. I-22). 

Consequently, the control of the direction of polymerisation without the use of halogens on precursors 

seemed to be more difficult and led to the formation of various kinked structures.96–98 
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Fig. I-22 STM images on Ag (111) of a) free-base porphines and; b) products on surface after annealing at 

573K with presence of monomers (blue), dimers (green), trimers (yellow) and porphines interacting with Ag 

adatoms (dashed blue circle); c) single porphine monomer with theoretical model; (d−f) Three motifs of 

coupling identified with corresponding structural models.95 

Beyond the coupling reactions, the first suspicions of surface-assisted cyclodehydrogenation were 

reported by Di Santo et al.99 in 2011 and  Xiao et al.100  in 2012 from the study of the insertion of 

metal atoms from the surface into the cavity of a free-base TPP. Chemical and structural changes 

were tracked by XPS and STM and suggested the presence of cyclodehydrogenated species, but no 

structures of fused species were proposed. Further insights on the structures of fused products of TPP 

were provided by Wiengarten et al.101 on Ag (111). After annealing the surface at 520K and cooling 

to 6K, structures of partially fused products (spots with bright lobes due to upstanding configuration 

of phenyl rings, Fig. I-23, a-d) and isomers of tetrafused TPP (flat spots, Fig. I-23, A-D) were 

identified in STM images in agreement with theoretical studies. The authors demonstrated that the 

cyclodehydrogenation of the phenyl moieties of TPP could be achieved on the surface and suggested 

that the reaction occurred in multiple steps. 
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Fig. I-23 a-d) STM images on Ag (111) and e-h) theoretical models of a free-base TPP with its 

corresponding fused products from the dehydrogenation of one, two, three phenyls respectively; A-D) STM 

images and corresponding chemical structures of isomers of tetrafused phenyls of TPP.  

Although the fusion of phenylporphyrins can be found in the literature (see I. 1.3),101–104  no studies 

related to the on-surface cyclodehydrogenation of PAHs to porphyrins have been reported so far. 

However, the surface-assisted cyclodehydrogenation of PAH-porphyrins would constitute a 

convenient strategy to generate π-extended porphyrins by a method other than the Scholl reaction 

developed in solution. Porphyrins have been also investigated on surface to modify the properties of 

graphene. The group of Barth reported the functionalization of the edges of graphene with 

porphines105 and the group of Pascual reported a hierarchical strategy to form hybrid systems based 

on the combination of TPP and graphene nanoribbons (GNRs) (Fig. I-24, b).106 The second example 

of incorporation of porphyrins into GNRs was reported by Perkins and Fischer via solution-mediated 

synthesis to investigate the original optical properties of the material (Fig. I-24, a).107 
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Fig. I-24 Chemical structures of a) the hybrid system based on Fe-TPP-GNRs with the corresponding nc-

STM image and; b) graphene incorporating a porphyrin molecule.106,107 

Finally, the chemical structures of porphyrin assemblies synthetised in solution or on a surface exhibit 

important structural similarities with graphene structures. Particularly, the tape-like polymers of 

porphyrins reported by the group of Osuka in solution (Fig. I-18, c) strongly resemble the structure 

of GNRs108 and can be regarded as nitrogen-doped GNRs. In the next section, I will introduce 

graphene and graphene related-materials like GNRs and I will show that the control of doping of 

graphene with nitrogen is a hot topic of research that aims to control the electronic properties. In this 

context, the contribution of porphyrins with a controlled nitrogen content is an attractive subject of 

research. 

  

b)

a)
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 Graphene and graphene related nanostructures 

 Generalities 

Graphene is an atomic thick monolayer of carbon sp2 arranged in a 2D honeycomb lattice (Fig. I-25, 

a). This atomic plane derives from the structure of graphite in which thousands of sheets of graphene 

are sustained by strong π-stacking interactions (Fig. I-25, b).  

 

Fig. I-25 Representation of a) monolayer of graphene; b) crystallographic structure of graphite 

Although it was postulated for decades and theoretically expected to be unstable, the existence of 

graphene was experimentally demonstrated in 2004 by Geim and Novoselov, who obtained the Nobel 

Prize in Physics in 2010 for the isolation and their experiments on a single layer of graphene.109,110 

The preparation of high quality graphene was achieved by a simple method based on the mechanical 

exfoliation of a crystal of graphite with scotch tape.111 

 

Fig. I-26 Illustration of mechanical exfoliation of graphite. a) Adhesive tape is pressed against a surface of 

graphite; b) A few layers of graphene are peeled off and attached on the tape; c) the tape with layers of 

graphene is pressed against the surface of a new substrate; d) by peeling off, only layers at the bottom are 

deposed on the surface of the substrate.111 

The simplicity of this method has inspired the community of scientists to investigate the properties 

of graphene and a new topic of research for graphene and 2D materials emerged.112–115 Graphene 

shows a high electronic mobility of about 200 000 cm2 V-1 s-1 for suspending graphene116 (150 times 

greater than silicon), an important thermal conductivity of about 5300 W m-1 K-1 (10 times higher 
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than copper),117,118 and a quantum Hall effect even at room temperature.119–121 Regarding its 

mechanical properties, graphene is very robust and possesses a Young’s modulus of ~ 1TPa and a 

tensile strength of ~ 130 GPa.122 In addition, graphene is transparent and flexible, which is particularly 

suitable for flexible electronic applications.123,124 

Although the modulation of its electronic properties is sensitive to its environment,125,126 graphene 

became a very promising material for a wide range of applications, from electronics,127–130 energy 

conversion and storage,131–133 catalysis134,135 and sensing136,137 to photonics.138–140 

Nevertheless, the valence and the conduction bands of graphene are cone-shaped and both meet at 

the Dirac point where the density of state is zero, meaning that graphene is a semi-metal with an 

electronic bandgap equal to zero (Fig. I-27).112 Therefore, the current in a graphene-based transistor 

cannot be switched off properly, which drastically hinders the integration of graphene in Field Effect 

Transistor (FET) devices.141 In order to broaden the range of applications in semi-conductors, a great 

challenge in fundamental research is to open a bandgap in the electronic structure of graphene. 

 

Fig. I-27 Partial representation of the band structure of graphene with an enlargement of the energy bands 

close to one of the Dirac points.112 

 Bandgap opening 

Theoretical and experimental studies suggested that a sizeable bandgap can be opened in graphene 

by nanostructuration. The method that has been widely reported in the literature, consists in the 

structural confinement of graphene and the fabrication of nanostructures with at least one dimension 

at the nanoscale.142,143 

 Nanostructures of graphene 

It is well known that matter reduced to its nanometer scale exhibits completely different properties 

than the bulk material. For example, CdS or CdSe Quantum Dots (QD) possess semi-conducting and 

high luminescence properties that only exist at the nanoscale and can be modulated by the size and 

the shape of the particles.144,145 Likewise, by reducing the size of graphene down to the nanoscale, an 
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important modification of the electronic properties is expected and a sizeable bandgap can be 

opened.146 

The nanoscale reduction of two dimensions of graphene leads to Graphene Quantum Dots (GQDs) 

with optical bandgaps that depend on the size and the shape of the particles (Fig. I-28, a).147 GQDs 

are potentially interesting for biology because of the chemical inertness of carbon materials, their 

generally low cytotoxicity and high biocompatibility.148–151 

 

Fig. I-28. Representation of the structural confinement of graphene to afford a) nanoparticles of graphene 

called GQDs; b) stripes of graphene called GNRs; and c) porous sheets of graphene with regularly patterned 

nanoholes called GNMs. All of these nanostructures of graphene exhibit opened bandgaps. 

The nanoscale reduction of one dimension of graphene leads to Graphene NanoRibbons (GNRs) that 

structurally consist in stripes of graphene with nanometer widths that govern the value of the 

bandgaps (Fig. I-28, b).152–155 For example, armchair-type GNRs (A-GNR)156 are predicted to exhibit 

semiconducting behaviours, whereas zig-zag types (Z-GNRs)157 are predicted to exhibit interesting 

magnetic properties because of the strongly localized charge density of the edge state at the zigzag 

sites (Fig. I-29). 

 

Fig. I-29 Variation of the edge states of GNRs. 
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As an alternative to reducing dimensionality, Graphene NanoMeshes (GNMs) are porous graphene 

sheets with regularly patterned nano-holes (Fig. I-28, c). It was predicted in 2008 that GNMs should 

exhibit bandgaps158 and this was experimentally confirmed in 2010.159 Several structural parameters 

have to be precisely controlled to tailor the electronic properties of GNMs with accuracy.160–162 As 

illustrated in Fig. I-30, these parameters are intrinsically due to the control of the patterned nanoholes 

like the neck, the periodicity, the form, the size, the variation of the edge states that can be even 

multiple in a single hole etc. 

 

Fig. I-30 Illustration of the range of structural parameters that affect the electronic properties of GNMs. 

Two methods can be used to produce gaped graphene materials: 

The first one is the top-down approach, it is based on a strategy that physically carves the desired 

structure of nanoscopic materials from the bulk graphene or graphite. 

The second is the bottom-up approach, based on the controlled assembly of small entities used as 

building blocks for the creation of larger and structurally well-defined nanomaterials. These two 

approach are described in the following sections. 

 Top-down approach 

 Top-down preparation of Graphene Quantum Dots 

The principal method for the top-down preparation of GQDs is based on a chemical ablation of 

graphite (Fig. I-31).163 This sequential method requires a first step of oxidation of graphite by the 

method of Hummers164 to form graphene oxide. The second step consists in the oxidation and 

sonication of the graphene oxide flakes to break them into nanometer pieces. A last step of chemical 

reduction affords GQDs.  

cneck

periodicity

Holes
diameter

Zig Zag type edges Armchair type edges

Holes
nanoforms
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Fig. I-31 Chemical ablation method commonly used for the top-down preparation of GQDs from graphite.163 

Although this method allows a mass production, the low control of the size, the shape, the edges and 

the oxidative states of the resulting GQDs constitute important limitations that render impossible a 

control of the opto-electronic properties of the nanomaterial. Other top-down methods have been 

reported in the literature for the fabrication of GQDs including the chemical or electrochemical 

oxidation/exfoliation,165 the solvothermal techniques166 or the oxygen plasma treatments.167 All of 

these methods lead to a distribution of particle sizes with broad optical absorption or emission from 

the visible to the NIR region. 

 Top-down preparation of Graphene Nanoribbons 

The first method of preparation of GNRs was described from expanded graphite. GNRs were afforded 

by a rapid thermal annealing followed by dispersion using poly(m-phenylenevinylene-co-2,5-

dioctoxy-p-phenylenevinylene) (PmPV) in 1,2-dichloroethane (DCE).168 The resulting GNRs were 

obtained with a poor yield and a broad width distribution (from less than 10 nm to 100 nm). 

Subsequently, alternative methods based on the etching of carbon nanotubes (CNTs) were 

developed.169,170 In the first method, multi-wall carbon nanotubes (MWCNTs) were deposited on a 

silicon substrate and embedded in poly(methyl methacrylate) (PMMA). The PMMA-MWCNT film 

was exposed to an argon plasma to selectively etch the upper part of the tubes. Depending on the 

etching time, single layer GNRs could be isolated with widths from 10 to 20 nm (Fig. I-32, a).169 

The second method was based on chemical unzipping to produce well-defined GNRs (Fig. I-32, b) 

and the resulting GNRs exhibited widths from 20 to 100 nm with a yield of up to 100% depending 

on the oxidation conditions.170 
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Fig. I-32 Top-down methods for the preparation of GNRs by a) Argon plasma etching from MWCNTs; and 

b) Unzipping of MWCNTs by chemical oxidation. 

 Top-down preparation of Graphene Nanomeshes 

The main strategy to prepare GNMs is to drill regular and periodic holes in a graphene sheet. The 

first attempts for the fabrication of GNMs were based on the electron and ion-beam lithography 

techniques.171,172 The structural parameters like the position, shape and size of the pores were 

controlled by the positioning and the movement of the beam. The technique was time consuming and 

not appropriated for the conception of regularly patterned networks of holes. 

From 2010, a series of methods based on nanolithography with etching techniques have been 

developed.159,173–175 A famous example of nanolithography through a template-mask based on co-

polymer was reported by Bai et al.159 (Fig. I-33). A graphene sheet was covered with a thin layer of 

evaporated SiOx and a thin film of polystyrene/polymethylmethacryalte (PS/PMMA) block 

copolymer. The copolymer was annealed and developed to selectively remove PMMA leaving a 

porous PS template. Fluoride-based reactive ion etching (RIE) was used to etch the exposed SiOx and 

oxygen plasma was used to remove the remaining PS film that formed the holes in graphene. Finally, 

the SiOx  layer was removed with HF treatment leading to the desired graphene nanomesh.159 

Although a bandgap of about 0.1 eV was determined by electrical transport measurements, an 

atomically control of structural parameters like the periodicity, the size, the form and the multi-edges 

states of holes could not be attained with the method, which did not allow a predictable control of the 

bandgaps of GNMs. 
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Fig. I-33 Nanolitography method with etching process for the preparation of GNMs. A graphene sheet was 

covered with a thin layer of evaporated SiOx and a thin film of polystyrene/polymethylmethacryalte 

(PS/PMMA) block copolymer. PMMA was selectively removed by annealing leaving a porous PS template. 

Fluoride-based reactive ion etching (RIE) removed the exposed SiOx layer and oxygen plasma was used to 

remove the remaining PS film and form the holes in graphene. Finally, the SiOx  layer was removed with HF 

treatment leading to the desired graphene nanomesh.159 

Although other methods based on local catalytic hydrogenation of carbon by Cu nanoparticles176 or 

local photodegradation of graphene oxide sheets with ZnO nanorods followed by reduction177 have 

also been reported, these methods do not offer a better control of structures of GNMs than the 

nanolithography techniques described above. 

To sum-up, the top-down approaches allow the formation of large amount of materials but the lack 

of control of structures represents an important drawback that has to be tackled to tailor precisely the 

bandgap of nanomaterials. 

 Bottom-up approach 

Applying the bottom-up approach for the fabrication of GQDs, GNRs and GNMs potentially allows 

the control at the atomic level of both the morphology (edges state, defects, size…) and the chemical 

composition of materials. In particular, this method permits control of doping parameters, such as 

ratio, type and position of dopants. Because the structure of graphene can be seen as multiple fused 

benzene rings forming a flat and electronically delocalized polymer, the bottom-up approach is 

usually decomposed into two-steps. First, the formation of a 0D-, 1D- or 2D- species that constitutes 

the molecular skeleton of the final structure and a second step of cyclodehydrogenation that induces 
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the aromatization of the system leading to the final conjugated structure. These two-steps can be 

achieved in solution or on-surface. 

 Bottom-up preparation of Graphene Quantum Dots 

A general procedure for the synthesis of GQDs is illustrated in Fig. I-34 by the typical examples of 

synthesis in solution of “supernapthalene and supertriphenylene“ developed by the group of K. 

Mullen in the 199s.178 Polyphenylene precursors were formed in the first step by a Diels-Alder 

reaction and then oxidised in a second step by the Scholl reaction to afford the corresponding GQDs.  

 

Fig. I-34 General procedure for the synthesis of GQDs with the example of synthesis of “supernapthalene” 

and “supertriphenylene”.178  

Since then, several structures with different shapes were synthesised and investigated for their 

electronic, absorption and photoluminescence properties.179–183 The biggest structure synthetised so 

far contained 474 carbons; unfortunately, it was not possible to fully dehydrogenate the compound 

via the Scholl reaction and only propeller-shaped molecules were obtained.184 In order to improve the 

solubility of GQDs, the periphery of the molecules can be functionnalized with alkyl chains185,186 or 

with chlorine atoms.187 

Despite the large variety of GQDs synthesised so far, examples of nitrogen-doped structures remain 

limited because the cyclodehydrogenation of molecules containing pyridyl moieties cannot be 

achieved in solution.188,189 The difference of activation between pyridyl groups and benzene-like rings 

can be related to an electronic deactivation of C–H bonds of the 4-pyridyl groups and a non-

stabilization of radicals required to achieve the cyclodehydrogenative coupling at specific positions.45 

As an alternative to solution-based processes, GQDs can be prepared in situ on surfaces by deposition 

of precursors on catalytic substrates followed by cyclodehydrogenation, as demonstrated by Fasel 

and collaborators in 2010 on a triangular PAH.190,191 
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Using a similar strategy, Pinardi et al.189 succeeded in the complete cyclodehydrogenation of pyridyl-

disubstituted dibenzo-helicene on Pt (111) that could not be achieved in solution. The authors 

demonstrated the difference of energy required to fuse benzene- and azabenzene rings by the 

sequential activation of the reactions of cyclodehydrogenation on surface at 450K and 650K (Fig. 

I-35). Although most GQDs are synthetised in solution, the last example demonstrated the potential 

of “on-surface” synthesis that can be applied as an alternative method for the preparation of GQDs. 

 

Fig. I-35 Surface-assisted cyclodehydrogenation on a pyridyl-disubstituted dibenzo-helicene.189 

 Bottom-up preparation of Graphene Nanoribbons 

The fabrication of GNRs was first achieved in solution using different synthetic strategies mainly 

based on Diels-Alder,192–194 Suzuki-Miyaura195–197 or Yamamoto coupling reactions,198–200 followed 

by cyclodehydrogenation (Fig. I-36). These strategies led to a variety of well-defined GNRs with 

atomically precise edges, lateral functionalities or structural features such as gulf-type edges (Fig. 

I-36, a),193 armchair-edges (Fig. I-36, b),195 chevron-type structures (Fig. I-36, c).199 

 

Fig. I-36 Main synthetic strategies developed in solution for the synthesis of GNRs via a) AB type Diels-Alder 

polymerisation;193 b) A2B2 type Suzuki-Miyaura polymerisation;195 c) AA type Yamamoto polymerisation.199 
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Beyond the modifications of morphology like width and edges, bandgaps of GNRs can be also 

modulated by doping with heteroelements. The bottom-up approach allows the control of doping 

parameters like the positions of dopants and the doping ratio in the structures. For example, Vo et 

al.201 reported the formation of a nitrogen-doped c-GNR from 5-(6,11-dibromo-1,3,4-

triphenyltriphenylen-2-yl)pyrimidine monomer (Fig. I-37). Considering the partial 

cyclodehydrogenation reported with the example of pyridyl-disubstituted dibenzo-helicene in 

solution (Fig. I-35), we can wonder if the nitrogen-doped c-GNR reported in this work was fully 

conjugated. Only the resolution of its bonding structure with non-contact STM202,203 would definitely 

prove the authenticity of the fully conjugated nitrogen-doped c-GNR reported. 

 

Fig. I-37 Example of c-GNR doped with nitrogens. By the use of a bottom-up approach , doping parameters 

like positions of dopants and doping ratio are perfectly controlled and defined.201 

In 2010, Fasel and Müllen developed a surface-assisted protocol for the formation of A-GNR and c-

GNR.108 The protocol depends on a hierarchical strategy based on a first step of dehalogenative 

coupling at T1 (around 200°C) and a second step of cyclodehydrogenation to afford the corresponding 

GNR at T2 (around 400°C). 

For the last nine years, inspired by the work of Müllen and Fasel, many GNR structures and GNRs 

containing heterojunctions have been reported and studied in order to understand the impact of the 

structural parameters and the role of doping on the optical and electronic properties of ribbons.204 
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Fig. I-38 Surface-assisted protocol developed by Müllen and Fasel for the fabrication of a) straight A-GNR 

and b) c-GNR with corresponding STM images on Au (111) superimposed with calculated models in blue.108 

A variety of armchair-GNRs (A-GNRs) have been reported and were classified into three families 

depending of their distinct properties:146,153 

- The N = 3p and N = 3p+1 families (p is an integer and N the number of carbon rows forming 

GNRs, see Fig. I-39) exhibit wide bandgaps inversely proportional to the width of ribbons. 

- The N = 3p+2 family which is supposed to be nearly metallic with a very small bandgap.  

The group of Liljeroth reported the structure of the thinnest GNR of the N=3p+2 family with a width 

corresponding to N=5 (Fig. I-39, a). A very narrow bandgap of 0.1 eV was determined by Scanning 

Tunneling Spectroscopy (STS).205 Concerning the N=3p and N=3p+1 families, in 2017 the group of 

Fasel reported the structure of 9-GNR (N=9) (Fig. I-39, b)206  which can be seen as a larger version 

of the 7-GNR reported by the same group in 2010 (Fig. I-38, a). While a bandgap of 2.4-2.7 eV was 

previously found for the 7-GNR,207,208 a lower bandgap of 1.7 eV was determined for the 9-GNR by 

STS. Finally, the groups of Crommie and Fischer reported the fabrication of a larger 13-GNR on Au 

(111)156 and STS characterization again exhibited a smaller gap (around 1.4 eV) compared to the 9-

GNR. These experimental results clearly illustrated the dependence between the widths and the 

bandgaps of GNRs. 

a) b)



Chapter I.  Introduction 

 

30 

 

 

Fig. I-39 On surface synthesis on Au (111) of straight A-GNRs with different widths: a) N = 5;205 b) N = 9206 

and c) N = 13.156 

Zig-zag GNRs (z-GNRs) are expected to possess magnetic properties due to their spin polarized edge 

states and might be promising for spintronic applications.209 Intrinsically, a ferromagnetic coupling 

is expected along the edges while an antiferromagnetic comportment is expected between the 

edges.143 The experimental visualization of these spin polarized edge states required highly uniform 

structures exhibiting an atomic precision that cannot be achieved with the classical top-down methods. 

The formation of z-GNRs was first achieved on surface by Ruffieux et al.157 in 2016. Chemical 

structures, STM and non-contact AFM images of these GNRs are displayed in Fig. I-40. Despite the 

high structural quality, these z-GNRs did not yet confirm the predicted magnetism. 
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Fig. I-40 Synthetic route of z-GNRs synthesised by on-surface protocol (top) and their corresponding nc-STM 

and nc-AFM images on Au (111).157 

Finally, the effect of concentration of dopant on the band structures of GNRs has been investigated 

by Bronner et al.210 In this work, two nitrogen-doped c-GNRs were synthesised from different 

monomers containing either one or two pyridine rings (Fig. I-41, a-b) and compared to the nitrogen-

free c-GNR developed by Mullen and Fasel in 2010 (Fig. I-38, b). The characterization of these 

GNRs by ultraviolet photoelectron spectroscopy (UPS) and angle-resolved high-resolution electron 

energy loss spectroscopy (HREELS) demonstrated that although the bandgaps were unaffected by 

the presence of nitrogen in the GNRs, the entire band structure shifted to lower energy as a function 

of the concentration of dopants. Vo et al.211 reported another example of a nitrogen-doped structure 

with an increase of the nitrogen content (Fig. I-41, c). According to STS studies, the comparison 

between the nitrogen-doped GNR and its nitrogen-free version revealed similar bandgap close to 2 

eV, and confirmed the results of Bronner et al. concerning the band alignments that can be achieved 

independently of the difference in energy between the valence and the conduction bands. 
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Fig. I-41 Structures of nitrogen-doped GNRs with variable nitrogen contents synthesised on Au (111) 

reported by a-b) Bronner et al.;210 and c) Vo et al.211 

Incorporation of sulphur in the structure of a GNR was reported by the groups of Crommie and 

Fischer and because of the small difference of electronegativity between carbon and sulphur atoms, 

the authors concluded that doping with sulphur did not strongly affect the position of the conduction 

band (Fig. I-42, a).212 The p-type doping of GNRs with boron has been investigated simultaneously 

by Cloke et al.213 and Kawai et al.214 and the electronic structure of a boron-doped 7-GNR was 

investigated by both DFT calculations and STS (Fig. I-42, b). Although DFT calculations suggested 

that doping with boron introduced acceptor bands at energies within the gap, reducing the latter from 

2.1 to 0.8 eV, comparable bandgaps of  2.4 eV were experimentally estimated by STS between the 

boron-doped GNR and its 7-GNR analogue on Au (111) leaving the overall electronic structure 

unchanged. Finally, it turns out that several factors, like the morphology of the ribbon, the position 

of the dopants in the backbone and the doping ratio, need to be considered to understand the effect of 

nitrogen, sulphur or boron dopants on the electronic structure. 
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Fig. I-42 Structures a) sulphur doped-;212 and b) boron-doped GNRs213,214 synthetised on Au (111). 

 Bottom-up preparation of Graphene Nanomeshes 

The bottom-up synthesis of network structures requires the deposition on a surface of organic 

precursors containing at least three connecting groups to afford a 2D polymerisation. For example, 

the synthesis of polyphenylene networks known as Porous Aromatic Frameworks (PAFs) were 

initially performed in solution215–217 and investigated for their high stabilities, low densities and large 

surface areas that are promising for applications in gas and energy storage,218,219 catalysis,220 

sensing.221 Later on, their on surface-synthesis were investigated by the group of Lackinger starting 

from a tris-phenylbenzene (Fig. I-43, a)222 and by the groups of Müllen and Fasel starting from a 

hexaiodo-substituted cyclohexa-m-phenylene (Fig. I-43, b).223 However, the network reported by the 

group of Lackinger produced irregular structures with by the formation of penta-, hexa- and heptagons. 

A less-defective network was obtained via Ullman coupling of the preformed macrocycle in the work 

of Müllen and Fasel. 

 

Fig. I-43 Chemical structures and STM images of 2D networks of polyphenylenes from: a) 1,3,5-tris-(4’-

bromophenyl)benzene222 b) cyclohexa-m-phenylene.223 

b)a)
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Examples of on-surface synthesis of networks containing sulphur and nitrogen have been reported in 

the literature. Cardenas et al.224  reported the formation of a sulphur-doped network on Ag (111) from 

tetrabromotetrathienoanthracene (TBTTA) (Fig. I-44, a) and Liu et al.225 reported the structure of 

nitrogen-doped networks on Au (111) from tetrabromodibenzo[a,c]dibenzo[5,6:7,8]quinoxalino-

[2,3-i]phenazine (TBQP, Fig. I-44, b). However, some irregularities were still observed in these 

resulting networks due to the rotational disorder of the precursors. The use of rigid precursors like 

methylene-bridged triphenylamine (DTPA, Fig. I-44, c) or carbonyl-bridged triphenylamines (CTPA, 

Fig. I-44, d) allowed the formation of less-defective network as reported by Bieri et al.226 on Ag (111) 

and Steiner et al.227 on Au (111) respectively. In 2011, Abel et al.228 and Nardi et al.229 reported 

another strategy for the conception of nitrogen-doped 2D network on Au (111) or Ag (111) based on 

the in-situ creation of phthalocyanine macrocycles formed via cyclotetramerization from precursors 

containing tetracarbonitrile groups (Fig. I-44, e).  

 

Fig. I-44 Chemical structures and corresponding STM images of heteroatomically-doped networks.224–228 

TBQPTBTTA
a) b)
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Although these 2D covalent networks can in some aspects be related to GNMs; in most cases, the 

“graphene necks” are constituted by a single C-C bond between phenyl rings. Because of the free 

rotation along the single bond and the steric hindrance between the hydrogen atoms in position ortho  

to the C-C bond, the phenyl rings are not coplanar, which significantly reduces the delocalization of 

electrons and decreases the conductivity. To increase the conductivity, it is necessary to develop new 

precursors that could lead to structures with larger “graphene necks”. According to our knowledge, 

no example of bottom-up synthesis of networks with such large necks corresponding to the definition 

of GNMs have been reported in the literature. 

 Aim of the thesis 

For the last decades, π-extended porphyrins have been actively explored for their electronic, optical 

and electrochemical properties. In some aspects, these π-extended porphyrins can be seen as nitrogen-

doped GQDs with promising NIR properties. However, the cyclodehydrogenation reaction required 

to induce aromatisation occurred only under very specific conditions as shown in the works of the 

groups of Yamane, Osuka and Anderson (section I. 1.3). The pyrolysis technique reported by the 

group of Thompson was proven to activate the β-fusion of meso-substituted PAH-porphyrins 

containing zinc and could represent an alternative method to the Scholl reaction. Therefore, we would 

like to investigate the technique of pyrolysis to achieve the fusion of various meso-substituted 

porphyrins with symmetric PAHs to prevent the formation of isomers and afford nitrogen-doped 

GQD-based on porphyrins. On the other hand, the properties of porphyrins used as building blocks 

for the fabrication of supramolecular assemblies have been widely investigated both in solution and 

on surfaces and could be applied for the bottom-up fabrication of atomically defined nitrogen-doped 

GNRs and GNMs. Consequently, for symmetry and electronic reasons, we chose to design and 

develop the synthesis of building blocks based on halogenated anthracenylporphyrins. Our objective 

is to use these precursors for the fabrication of controlled structures of nitrogen-doped GNRs and 

GNMs on surface. 

The second chapter of this thesis is dedicated to the synthesis of halogenated anthracenylporphyrin-

based building blocks and to the investigation of their assemblies on-surface with Scanning Tunneling 

Microscopy (STM). Several porphyrins with variation of structures and halogens have been imagined 

to trigger on surface either a linear polymerisation to form nitrogen-doped GNRs or a 2D 

polymerisation to form nitrogen-doped GNMs as illustrated in Fig. I-45. 
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Fig. I-45 Target structures of atomically defined nitrogen-doped GNR and GNM from a) tetra- and b) bis-

bromoanthracenylporphyrins. 

The third chapter is dedicated to the study of formation of π-extended porphyrins via a method of 

pyrolysis able to activate the reaction of fusion of meso-substituted Znporphyrins with PAHs. A series 

of experiments were conducted on various meso-substituted porphyrins with anthracene, pyrene or 

naphthalene derivatives (Fig. I-46). 

 

Fig. I-46 Target structures of π-extended porphyrins we aim to form via thermal activation of the 

cyclodehydrogenation reaction from meso-substituted Znporphyrin with naphthalene, pyrene and anthracene 

derivatives. 
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Finally, the chapter IV is dedicated to the post synthetic modification of a 

tetrabromoanthracenylporphyrin with additional PAHs at its periphery via Suzuki-Miyaura coupling 

reaction (Fig. I-47). Absorption and fluorescence measurements were conducted to characterize the 

optical properties of these original anthracenylporphyrin-based molecules. 

 

Fig. I-47 Illustration of the Suzuki-Miyaura coupling for the post synthetic modification of a 

tetrabromoanthracenylporphyrin with additional PAHs. 
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This chapter is dedicated to the design and synthesis of a series of anthracenylporphyrins that will be 

used as molecular building blocks for the “on surface” bottom-up fabrication of atomically defined 

nitrogen-doped GNRs and GNMs. 

In a first part, the structures and the synthesis of different halogenated anthracenylporphyrins will be 

presented. We especially designed porphyrins with various topology, size, nature and number of 

halogens to target specific 1D and 2D assemblies on surface. 

In the last part, the investigation on surface of two of these anthracenylporphyrin-based building 

blocks will be presented on different substrates with different orientations to modulate the molecule-

substrate interactions. The assemblies observed by STM will be discussed and compared with 

computational models. 
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 Tetra-anthracenylporphyrins in the literature 

Among the large collection of porphyrinic structures, anthracenylporphyrin derivatives still lack of 

reporting due to important synthetic challenges.1–3 Historically, tetra-anthracenylporphyrin (TAP) 

was studied for its particular bis-facially blocked geometry because of perpendicular anthracenyl 

groups and was tested as a catalyst for the reversible coordination of oxygen,4 the oxidation of PAHs,5 

or as an active molecule against HIV infection.6 (Fig. II-1). 

 

Fig. II-1 Chemical structures of a 5,10,15,20-tetra(anthracen-9-yl)porphyrin (TAP). 

TAP was first synthetised via conventional synthetic methods of porphyrin chemistry by Cense et 

al.4 in 1979 who isolated the porphyrin in 0.2% yield following the method developed by Adler and 

Longo.7  Thereafter, attempts to synthesise TAP using the Lindsey strategy8 or the reaction in 

inorganic acid9 were carried out, but yields barely reached 3%. (Fig. II-2). 

 

Fig. II-2 Conventional synthesis of TAP by a) the method of Adler and Longo in propionic acid at 125°C 

that gives 0.2% yield;4 b) the method of Lindsey with BF3OEt2 and DDQ under argon that gives 3% yield.8 

Lindsey et al.10 reported in 1989 that the major limitation in the formation of porphyrinogen from 9-

anthracenaldehyde was due to an important steric repulsion between a hydrogen on the methine 

bridge of the porphyrinogen and the hydrogen in position 1 of the anthracene moieties (Fig. II-3, a). 

In comparison, the authors mentioned that no problem of formation of porphyrinogen was 

encountered from the use of 1-naphthalaldehyde because the previous steric repulsion was avoided 

by rotation of the naphthalene moieties (Fig. II-3, b). 
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Fig. II-3 a) Representation of the steric repulsion between a hydrogen in methine bridge of porphyrinogens 

and the hydrogen in position 1 of the anthracene moieties; b) Representation of the twisted naphthalene 

moiety on porphyrinogen that avoided an important steric repulsion.10 

In 1985, Volz and Schaeffer reported a new synthetic method based on the formation of a pyrrole-

carbinol intermediate, which cyclo-tetramerised in propionic acid to form TAP in 6% yield.11 In 2015, 

the yield of the synthesis was increased of up to 15% by Filatov et al.12 starting from a 

phenylbromoanthracene to form tetraphenylanthracenyl porphyrin (TPAP). The strategy of Volz and 

Schaeffer was applied by the group of Anderson in 2010 to synthetise a tetra-

dimesityloxyanthracenylporphyrin that permitted the fusion of the anthracenes on the core of the 

porphyrin giving rise to π-extended porphyrin exhibiting a maximum absorption around 1400 nm.13 

The first objective of this thesis was to design and synthetise halogenated-TAP that could polymerise 

on surface via dehalogenative coupling reaction and form the 1D or 2D skeletons of GNRs and GNMs.  

a) b)
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 Synthesis of tetra-anthracenylporphyrin-based 

building blocks 

 Tetra-bromoanthracenylporphyrin 

At first, we imagined the structure of a 5,10,15,20-tetrakis(10-bromoanthracen-9-yl)porphyrin 

(BrTAP) to induce on surface a 2D polymerisation and afford the corresponding square type 

nitrogen-doped GNM-1 with a nitrogen content of 5.7% per repeat unit (Fig. II-4). 

 

Fig. II-4 Target structure of square type nitrogen-doped GNM-1 (right) from on-surface synthesis of 

5,10,15,20-tetrakis(10-bromoanthracen-9-yl)porphyrin (BrTAP, left). 

a) Synthesis 

We chose to apply the Volz and Schaeffer strategy to synthesise BrTAP (Fig. II-5). A mixture of 

9,10-dibromoanthracene in dry diethylether was first treated with 1 equivalent of n-BuLi at room 

temperature (r.t). The formation of lithium monobromoanthracene 2 was confirmed by the 

observation of the dissolution of the 9,10-dibromoanthracene and the formation of an orange-red 

solution that quickly reprecipitated. By addition of pyrrole-2-carboxaldehyde, the precipitate 

disappeared and a green solution was observed. This mixture turned deep red after 1h of stirring, 

indicating the formation of the alcohol intermediate 3 (not isolated). 3 was then introduced in hot 

propionic acid and refluxed overnight. After purification, the target BrTAP was isolated with 15% 

yield.14  

square type nitrogen-doped GNM-1

BrTAP

On-surface

synthesis
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Fig. II-5 Synthetic route of BrTAP: a) n-BuLi (2 mol/L in hexane, 2.04 eq), diethylether, 30 min, r.t.; b) 1h, 

r.t (intermediate not isolated); c) propionic acid, 3h, 140°C, 15%. 

Before reaching the optimized conditions, we have tested different reaction conditions by variating 

the solvent and the temperature to enhance the formation of 2. No change of colour was observed 

during lithium-halogen exchange for the reaction temperatures at -78°C or 0°C supporting the fact 

that the organolithium 2 did not form at these temperatures, probably because of the low reactivity of 

the C−Br bond in the anthracene. The formation of 2 seemed to be limited in anhydrous THF because 

of the potential reaction between THF and n-BuLi at room temperature and under this condition only 

few amounts of BrTAP were collected. Finally, the best yield was obtained with freshly distilled 

Et2O, at room temperature, under strictly inert atmosphere of dry argon and n-BuLi had to be added 

in once. BrTAP was successfully characterized by 1H and 13C NMRs, High Resolution Mass 

Spectrometry (HRMS), absorption/fluorescence spectroscopies and X-Ray Diffraction (XRD). 

 

b) NMRs 

The 1H NMR spectrum of BrTAP was recorded in deuterated 1,1,2,2-tetrachloroethane (C2D2Cl4) at 

400 MHz and the aromatic region is shown Fig. II-6. The chemical shifts at δ 8.11  and -1.77 ppm 

(not shown) were respectively attributed to the eight hydrogens at β-pyrrolic positions that appeared 

as singlet because of the symmetry of the porphyrin, and to the two hydrogens in the cavity of the 

free-base porphyrin. The other signals at δ (ppm): 8.80-8.77 (m, 8H, 4,5-anthracenyls), 7.60-7.57 (m, 

8H, 3,6-anthracenyls), 7.30-7.28 (m, 8H, 1,8-anthracenyls), 7.12-7.08 (m, 8H, 2,7-anthracenyls) were 

attributed to the hydrogens in the anthracene moieties in comparison to anthracenylporphyrins 

described in the literature.2,13 
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Fig. II-6 1H NMR spectrum of BrTAP (400 MHz, C2D2Cl4, 298K). 

Although 1H NMR of BrTAP was successfully recorded at r.t, we were not able to reach a high 

signal/noise ratio for the 13C NMR spectrum under ambient conditions. In order to enhance the 

solubility of the compound, we performed 13C NMR at 333K in C2D2Cl4 (boiling point 420K) and 

we finally recorded a comprehensive spectrum (Fig. II-7). The NMR characterizations of our 

synthetic anthracenylporphyrins were recorded in C2D2Cl4 in order to perform NMR at high 

temperature when necessary. 

 

 

 

4,5-anthracenyls

3,6-anthracenyls
1,8-anthracenyls

2,7-anthracenyls

β-pyrroles

Fig. II-7 13C NMR spectrum of BrTAP (125 MHz, C2D2Cl4, 333K). 
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c) HRMS  

The HRMS spectrum of BrTAP is shown Fig. II-8. An exact mass of 1326.0137 was calculated from 

C76H42Br4N4 corresponding to the brut formula of BrTAP and an exact mass of 1326.0136 was 

experimentally determined for M+. An error of 0.0893 ppm was estimated that definitively confirmed 

the presence of the target porphyrin. 

 

Fig. II-8 HRMS, MALDI-TOF spectrum of BrTAP 

d) Absorption / fluorescence spectroscopies 

The absorption spectra of BrTAP (Fig. II-9, black solid line) showed the typical absorption features 

of the porphyrins with a Soret band at 429 nm followed by four Q-bands at 519, 549, 591 and 658 

nm and additional bands at 252, 366 and 380 nm arising from the presence of the anthracene units. 

The emission spectrum of BrTAP is shown in Fig. II-9 (dash line). Both the excitation of the 

anthracene at λmax = 250 nm and of the Soret band of the porphyrin at λmax = 429 nm led to the typical 

emission of the porphyrins at 650 and 720 nm without any fluorescence of anthracene in the UV or 

visible region. The latter phenomena is due to an intramolecular energy transfer, it will be detailed in 

the Chapter IV of this thesis. 

 

Fig. II-9 Absorption and fluorescence spectra in DCM of BrTAP (respectively black solid and dash lines) 

superimposed with the absorption spectrum of 9-bromoanthracene (red solid line). 
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e) XRD 

The growth of monocrystals was facilitated by insertion of zinc into the cavity of BrTAP. Zinc 

insertion was achieved by modification of literature procedure15 and afforded ZnBrTAP in 76% yield 

after purification. Crystals of [ZnBrTAP(pyridine)] were grown by slow evaporation of a solution in 

toluene/pyridine (9:1) and the structure was determined by single-crystal X-ray diffraction (Fig. II-10, 

a). The zinc(II) cation is bound to the four nitrogen atoms of [ZnBrTAP(pyridine)], with a Zn–N 

bond length of 2.066 Å, in agreement with the average value of 2.06 Å for the zinc(II) complexes 

with porphyrins reported in the Cambridge Structural Database (CSD, version 5.39),16 and to the 

pyridine molecule, with a bond length of 2.160 Å (average value 2.10 Å from the CSD). The zinc 

atom is slightly displaced, by 0.309 Å, from the N4 plane, on the same side as the pyridine molecule. 

The bromoanthracenyl group makes a dihedral angle of 74.33° with the N4 plane. The molecules are 

arranged in layers parallel to (001) successive layers along the c axis being translated from one 

another by (½ ½ ½) (Fig. II-10, b).  

 Halogens variation on tetra-anthracenylporphyrins  

To investigate the difference of behaviour on surface depending on the nature of halogens, we decided 

to synthetise the iodinated and chlorinated versions of BrTAP and respectively named these 

compounds ITAP (Fig. II-11, a) and ClTAP (Fig. II-11, b). 

 

Fig. II-11 Chemical structures of a) 5,10,15,20-tetrakis(10-iodoanthracen-9-yl)porphyrin (ITAP); and b) 

5,10,15,20-tetrakis(10-chloroanthracen-9-yl)porphyrin (ClTAP). 

a) b)

Fig. II-10 a) Molecular structure of [ZnBrTAP(pyridine)] with hydrogen atoms omitted; b) arrangement 

of the molecules within one layer parallel to (001). 
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a) Synthesis 

For the synthesis of ITAP, the 9,10-diiodoanthracene (5) precursor was prepared following literature 

procedure by lithiation of its brominated analogue 3 followed by iodination of the organolithium 

compound 6.17 Recrystallisation from CCl4 afforded yellow needles corresponding to compound 5 in 

47% yield (Fig. II-12). 

 

Fig. II-12 Synthetic route of 9,10-diiodoanthracene 5, a) n-BuLi, (2.05 eq), dry diethylether, 15 min, r.t; b) 

I2, dry diethylether, 30 min, r.t, 47%.   

For the synthesis of ClTAP, the 9-bromo-10-chloroanthracene precursor (8) was prepared by 

bromination of 9-chloroanthracene 7 with Br2 following literature procedure.18 Recrystallisation from 

CCl4 afforded yellow needles corresponding to target compound 8 isolated in 33% yield (Fig. II-13). 

 

Fig. II-13 Bromination of 9-bromo-10-chloroanthracene 8, a) Br2, dry DCM, 8h, r.t, 33%.   

We applied the Volz and Schaeffer strategy to synthetise ITAP and ClTAP from pyrrole-2-

carboxaldehyde and the corresponding anthracene precursors 5 and 8 (Fig. II-14). 

 

Fig. II-14 Synthetic routes of ITAP and ClTAP, a) n-BuLi (2.04 eq), diethylether, 30 min, r.t.; b) 1h, r.t, 

intermediate not isolated; c) propionic acid, 3h, 140°C, less than 1% (ITAP) 7% (ClTAP). 
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Similarly to the synthesis of BrTAP, the same changes of colour were observed by addition of n-

BuLi and pyrrole-2-carboxaldehyde at r.t to the mixtures of 5 or 8 in Et2O. After treatments, the 

resulting mixtures were introduced in hot propionic acid, refluxed overnight and purified by filtration 

on filter paper with a large amount of MeOH until the elution of a clear solution. The collected 

precipitates were poured into MeOH (500 mL), sonicated for 2 min and filtered again. This process 

was repeated twice to remove the major part of polymeric side products. After purification on a silica 

column eluted with toluene/heptane (1:1, v/v) and precipitation in MeOH, ITAP an ClTAP were 

afforded in less than 1% yield and 7% yield respectively (with respect to pyrrole-2-carboxaldehyde). 

The identities of ITAP and ClTAP were confirmed by HRMS and the absorption and 1H NMR 

spectra were recorded. Only ClTAP was characterized by 13C NMR (see Experimental section). 

 

b) MS 

The presence of ITAP was detected by MS analysis with an isotopic signature at m/z 1517.96 but we 

also detected the presence of other derivatives. In particular, an intense peak of iodopentamer was 

detected in the MS spectrum with an isotopic distribution at m/z 1915.03 (Fig. II-15, a). The presence 

of ClTAP was detected by MS analysis with an isotopic signature at m/z 1150.21 and importantly no 

pentamer seemed to form in the synthesis of ClTAP because no peak corresponding to the 

chloropentamer at m/z 1455.3 was detected in the MS spectrum (Fig. II-15, b). 

 

Fig. II-15 Mass spectra with chemical structures of a) ITAP and iodopentamer; b) ClTAP. 

To limit the formation of pentamer in the synthesis of ITAP, we tried to template the formation of 

the macrocycle of ITAP by insertion of Cu(II) that unfortunately led to similar results. The formation 

of pentamers was observed in the synthesis of BrTAP but was insignificant and we suspected that 

the enhancement of the side reaction was due to the enhanced reactivity of C-I bonds compared to C-

Br and C-Cl bonds. It is worth mentioning that the isolation of ITAP from the mixture containing the 

iodopentamer was achieved by size exclusion chromatography (SEC) using THF before recording 

the absorption and 1H NMR spectra. 
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c) 1H NMRs 

The 1H NMR spectrum of ClTAP was recorded in C2D2Cl4 at 400 MHz and the aromatic region of 

the spectrum is shown in Fig. II-16. The chemical shifts at δ 8.11 ppm and -1.77 ppm (not shown) 

were respectively attributed to the eight hydrogens at β-pyrrolic positions the two hydrogens of the 

free-base porphyrin. The other signals at δ (ppm) 8.84-8.70 (m, 8H, 4,5-anthracenyls), 7.64-7.54 (m, 

8H, 3,6-anthracenyls), 7.35-7.25 (m, 8H, 1,8-anthracenyls), 7.16-7.06 (m, 8H, 2,7-anthracenyls) were 

attributed to the hydrogens in the anthracene moieties in comparison to anthracenylporphyrins 

described in the literature.2,13 

 

Fig. II-16 1H NMR spectra of ClTAP (400 MHz, C2D2Cl4, 298K). 

Although, a low signal/noise ratio was afforded on the 1H NMR spectrum of ITAP, we observed the 

presence of duplicated signals with different intensities and a chemical shift at 8.85 ppm that 

corresponded to signals of hydrogens in position 10 of anthracenes. We thus thought of the presence 

of deiodinated porphyrins that could come from either lithiation of the two iodines during the 

synthesis or from a thermal degradation already strong at r.t. To investigate the ageing, we warmed a 

powder of ITAP at 50°C for 2h under vacuum and recorded again the NMR. Because we observed 

an increase of number of duplicated signals, we thus came to the conclusion that ITAP was not stable 

at r.t. and decided to stop the development of ITAP due to its instability over thermal treatment 

incompatible with on-surface synthesis. Therefore, we explained the low yield of formation of ITAP 

by a strong thermal degradation and/or the important formation of polymers during the synthesis. 

C2D2Cl4

4,5-anthracenyls

3,6-anthracenyls

1,8-anthracenyls

2,7-anthracenyls

β-pyrroles
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 Tetra-bromobisanthracenylporphyrins 

We imagined the structure of 5,10,15,20-tetrakis(10'-bromo-[9,9'-bianthracen]-10-yl)porphyrin 

(BrDTAP) that can be seen as an extended version of BrTAP with an additional row of anthracenes 

along the periphery of the molecule (Fig. II-17). The objective of this extension is to form on surface 

a square type nitrogen-doped GNM-2 with a decrease of nitrogen content (3.3% per repeating units), 

larger pores and longer necks compared to the structure of GNM-1. The ultimate goal of this project 

is to compare the electronic properties of these two GNMs to propose a reliable comprehension of 

the impact of these structural and chemical variations. 

a) Synthesis 

We applied the strategy of Volz and Schaeffer to synthetise BrDTAP from DBBA (Fig. II-18). The 

lithiation of DBBA was initially performed in Et2O at r.t with n-BuLi (2.05 eq) but we observed 

neither the dissolution of DBBA nor the formation of an orange-red solution. No further change 

occurred by addition of pyrrole-2-carboxaldehyde even after 1h of stirring and no absorption bands 

of porphyrin were detected by UV-visible after the reaction in propionic acid. Therefore, we supposed 

that the organolithium species 15 did not or barely formed and we explored a variety of synthetic 

conditions that are summarised in Table II-1 to enable the lithiation and afford the target BrDTAP. 

On-surface
synthesis

BrDTAP

Square type nitrogen-doped GNM-2

Fig. II-17 Target structure of square type nitrogen-doped GNM-2 (right) after on-surface synthesis 

from 5,10,15,20-tetrakis(10'-bromo-[9,9'-bianthracen]-10-yl)porphyrin (BrDTAP, left). 
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Fig. II-18 Synthetic route of BrDTAP; a) n-BuLi (2.04 eq), diethylether, 30 min, r.t.; b) 1h, r.t, intermediate 

not isolated; c) propionic acid, 3h, 140°C. 

Entry 
Solvent(s) 

(ratio) 
Organolithium 

reagent 

Lithiation 
temperature 

(°C) 
Observation 

1 Et2O t-BuLi r.t 
Starting material insoluble, no 

formation of porphyrin 

2 
Et2O/THF 

1:1 
t-BuLi r.t No formation of porphyrin  

3 THF n-BuLi r.t No formation of porphyrin  

4 THF n-BuLi -40 
BrDTAP detected by MS analysis with 
presence of debrominated products 

and poly x5 

5 
Et2O/THF 

2:1 
n-BuLi r.t 

BrDTAP detected by MS analysis with 
presence of debrominated products 

and poly x5 

6 
Et2O/THF 

1:1 
n-BuLi r.t 

BrDTAP detected by MS analysis with 
presence of debrominated products 

and poly x5 

7 
Et2O/THF 

1:2 
n-BuLi r.t 

Poor formation of porphyrin, major 
presence of starting material in UV-Vis 

8 Benzene n-BuLi r.t no formation of porphyrin  

9 
Benzene / 
Et2O 1:1 

n-BuLi r.t 
Poor formation of porphyrin and major 

presence of poly x5 on MS spectrum 

10 
Benzene / 
Et2O 9:1 

n-BuLi r.t 
BrDTAP detected by MS analysis with 
presence of debrominated products 

and poly x5 

Table II-1 Summary of the conditions tested to optimise the synthetic protocol of BrDTAP. 
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We decided to replace n-BuLi (pKa 50) by t-BuLi (pKa 53) and tried the lithiation of DBBA in Et2O 

(entry 1) and in Et2O/THF (1:1) to improve the solubility of DBBA (entry 2). No signal of porphyrin 

was detected at the end of the reaction by UV-Visible spectroscopy for both tested conditions and we 

concluded that the use of a stronger base was not required. Subsequently, we investigated the effect 

of solvents. When the reaction was performed in anhydrous THF (entry 3), a yellow solution was 

observed with complete dissolution of DBBA. The yellow solution turned red by addition of n-BuLi 

at r.t. Unfortunately, no porphyrin was detected at the end of the reaction and we concluded that the 

red solution was not due to the formation of the organolithium species. It is known that n-BuLi 

strongly reacts with THF at r.t that could be in the origin of the red solution.19 Thus, the reaction was 

performed at -40°C to reduce the reactivity with THF (entry 4). By cooling the yellow solution of 

DBBA to -40°C, a precipitation occurred and no change was observed upon introduction of n-BuLi. 

After 30 min, pyrrole-2-carboxaldehyde was added to form 16 and the cooling bath was removed. 

The formation of a red solution was observed during stirring at r.t and the presence of a porphyrin 

was detected by UV-Vis spectroscopy after the reaction in propionic acid. After purification, the 

target porphyrin BrDTAP was identified (m/z 2031.43 M+.) by MALDI-TOF MS analysis. However, 

BrDTAP was obtained in a complex mixture that was difficult to separate and contained mono-, bis-, 

and tris-debrominated species (isotopic peak at m/z 1953.49, 1875.57, 1797.64) as well as pentamers 

by-products (isotopic signature at m/z 2557.43, 2478.64, 2401.52) (Fig. II-19). We attributed the 

presence of brominated by-products to a double lithiation of a small amount of DBBA in solution due 

to the poor dissolution of compounds. Unfortunately, the mixture was afforded in less than 1% and 

we were unable to further purify such small amount of porphyrin by chromatography techniques. 

However, the successful formation of BrDTAP was encouraging and we chose to improve the 

synthetic protocol. 

 

Fig. II-19 MS spectrum and chemical structures of BrDTAP the corresponding pentamer. 
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From the synthesis of BrTAP, we knew that the lithiation at low temperature in THF led to a limited 

formation of anthracenylporphyrins. We thus decided to pursue the development of the synthesis of 

BrDTAP in a mixture of THF/Et2O at r.t. With a 2:1 ratio of THF/Et2O (entry 5), only a yellow-

orange suspension was observed by addition of n-BuLi and only traces of BrDTAP were detected by 

UV-Vis spectroscopy with a major absorption of starting DBBA and its corresponding debrominated 

by-products. By adjusting the ratio of THF/Et2O to 1:1 and 1:2 (entries 6 and 7), BrDTAP was 

detected in the same complex mixture already afforded by the reaction at -40°C in THF (entry 4). In 

comparison to the experiments in THF and Et2O alone, it seemed that the presence of Et2O was 

important to form BrDTAP and could be possibly related to a stabilization of organolithium species. 

We used benzene instead of THF to avoid the issue of reactivity with n-BuLi at r.t. No porphyrin was 

isolated for the reaction in benzene alone (entry 8). This result tends to confirm the importance of 

Et2O in the synthesis. By using a mixture of benzene/Et2O with a ratio of 1:1 (entry 9), a clear yellow 

suspension was observed upon addition of n-BuLi and although the presence of BrDTAP was 

detected by UV-Vis spectroscopy, a major formation of pentamer was detected by MS analysis. 

Finally, by adjusting the ratio of benzene/Et2O to 9:1 (entry 10), the same changes of colour and 

precipitation as in the synthesis of BrTAP occurred. An orange-red solution was observed by addition 

of n-BuLi to the initial yellow suspension that quickly reprecipitated. Upon addition of pyrrole-2-

carboxaldehyde, the precipitate disappeared and this solution turned deep red after 1h of stirring. 

BrDTAP was again detected in addition to debrominated by-products and pentamers. In comparison 

to the other experiments, a larger amount of products was collected thus allowing purifications. The 

porphyrin was purified by silica column using CS2/DCM (9:1) and the first green fraction was 

collected corresponded to BrDTAP. After recrystallisation from DCM/MeOH, 2 mg of a green 

powder was obtained that did not allow the record of a comprehensive NMR spectrum. Therefore, 

the purity of BrDTAP has not been proved yet and further analysis by MS has to be done to detect 

the presence of by-products. Despites the number of synthetic parameters explored, the formation of 

BrDTAP remained very limited and we found that the synthetic conditions with benzene/Et2O to 9:1 

(entry 10) were the most promising. BrDTAP was characterized by absorption spectroscopy and 

HRMS and its full characterization by NMR is still in progress in our group (see Experimental part). 

 

b) Absorption spectroscopy 

The optical signature of BrDTAP (solid blue line) is composed by a Soret band at 430 nm and four 

Q bands at 524, 567, 613, 648 nm (Fig. II-20). The three bands in the UV region at 343, 345 and 406 

nm were attributed to the absorption of the anthracenes at the periphery of the molecule in comparison 

to the absorption spectrum of DBBA (dash black line). 
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Fig. II-20 Absorption spectra in DCM of BrDTAP (solid blue line) and DBBA (dash black line). 

 Bis-bromoanthracenyl porphyrin 

II. 2.4.1. Bis-anthracenylporphyrin in the literature 

Only a few papers have reported the synthesis of bis-anthracenyl porphyrin derivatives. This type of 

porphyrin is usually prepared by a Suzuki-Miyaura cross coupling reaction either from 

diiododiphenylporphyrins coupled with 9-boronic anthracene1 or by reversing these functional groups 

with boronic acids on porphyrins and halogens on anthracene.2 Based on these reports, it seems that 

the coupling reaction between the porphyrin and the anthracene moieties is limited by steric hindrance 

and a yield of 10% is usually obtained. To enhance the yield of bis-anthracenylporphyrins, Davis et 

al.3 reported a screening of the conditions of the Suzuki-Miyaura coupling reaction. The best 

conditions were determined to be PdCl2(PPh3)2 and AsPh3 in the presence of CS2CO3 in THF at 67°C. 

After 72h of reaction, [5,15-bis(anthracen-9-yl)-10,20-diphenylporphyrinato]Ni(II) was afforded in 

84% yield and the authors mentioned that a longer reaction time was required to afford the free-base 

porphyrin with a lower yield of 35%. This result indicated that the nature of the chelated metal plays 

a role in the reactivity of the porphyrin. Finally, Suzuki and Osuka reported that the condensation of 

pentafluorophenyldipyrromethane and anthracenecarboxaldehyde following the 2+2 method of 

MacDonald did not lead to the formation of bis-anthracenyl porphyrin.20 

Our objective was to develop the synthesis of 5,15-bis(10-bromoanthracen-9-yl)-10,20-

diphenylporphyrin (BrBAP), to trigger on surface a linear polymerisation leading to the formation of 

nitrogen doped GNR-1 (Fig. II-21). 
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Fig. II-21 Target structure of nitrogen-doped GNR-1 (right) from on-surface synthesis of 5,15-bis(10-

bromoanthracen-9-yl)-10,20-diphenylporphyrin (BrBAP, left). 

a) Synthesis 

We first considered preparing BrBAP via a Suzuki-Miyaura cross coupling reaction between 5,15-

diiodo-10,20-diphenylporphyrin and (10-bromoanthracen-9-yl)boronic acid. As it will be discussed 

in the next chapter, we applied this coupling reaction to form 5,15-di(anthracen-9-yl)-10,20-

diphenylporphyrin (BAP) in 22% yield. Considering several factors based on the yield, the possible 

side reaction of (10-bromoanthracen-9-yl)boronic acid on itself and the long reaction time required, 

we finally chose to test the preparation of BrBAP via the 2+2 MacDonald method from the 

anthracenyldipyrromethane derivative 17 (Fig. II-22). 

 

Fig. II-22 Synthetic route for BrBAP, a) Br2, dry DCM, 8h, r.t, 65%; b) pyrrole (excess), TFA (cat), dry 

DCM, 15 min, r.t;  c) benzaldehyde (1 eq), TFA, 2.5h, r.t then DDQ, 1h, at reflux, 6% 

We prepared the 10-bromoanthracene-9-carboxaldehyde (18) by bromination of anthracene-9-

carbaldehyde (19) (Fig. II-22, a). Recrystallisation from toluene/cyclohexane (3:1) yielded yellow 

needles corresponding to 18 in 65% yield as confirmed by both MS and 1H NMR (see Experimental 

section). We synthetised the bromoanthracenedipyrromethane 17 by condensation of 18 in the 

presence of excess pyrrole with a catalytic amount of trifluoroacetic acid (TFA) (Fig. II-22, b). After 

treatments, the resulting residue was partially purified by filtration over a silica plug eluted with 

DCM/Et3N (99:1); the first orange-red fraction containing the crude dipyrromethane 17 was collected. 

Because of its limited stability, 17 was used without further purification in the next step. Finally, 19 

was condensed with benzaldehyde in the presence of TFA (Fig. II-22, c) following the optimized 

conditions described by Lindsey.21 After 2.5h, 2,3-dichloro-5,6-dicyano-1,4-benzoquinone (DDQ) 

nitrogen-doped GNR-1BrBAP

On-surface

synthesis
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was added to oxidise the porphyrinogen. Precipitation in MeOH yielded violet crystals of BrBAP in 

6% yield (for both steps). BrBAP was characterized by absorption spectroscopy, HRMS and 1H NMR. 

Additional 1H 2D-COSY NMR and 13C NMR have yet to be recorded to achieve the full 

characterization of the compound and correctly assign each signal of the 1H NMR spectrum. 

 

b) Absorption spectrum 

The UV-Visible absorption spectrum of BrBAP was composed of a Soret band at 426 nm and four 

Q bands at 518, 550, 596, 656 nm (Fig. II-23). The absorption signals of anthracene in the UV region 

were difficult to observe and only a band at 366 nm was discernible. 

 

Fig. II-23 Absorption spectrum of BrBAP recorded in DCM. 

 Anthracenylporphyrins on-surface 

We now turn to the study of deposition of anthracenylporphyrins on a surface and to the investigation 

of their reactivity and assemblies with direct visualization using STM. 

 Notions of crystallography 

The periodic atomic arrangement of a crystallographic system is described by an unit cell composed 

of a crystalline structure (defined by 3 segments a, b, c with three angles α, β, γ) associated with one 

of the four crystallographic modes (P, F, C, I). For example, the face centred cubic structure (FCC) 

is described by a cubic system defined with a=b=c and α=β=γ= 90° and associated with the mode F 

(Fig. II-24, a). The FCC structure is the crystallization system of many metals like Au, Ag, Cu and 

Pd. In addition, crystallographic planes are expressed with Miller indices (hlk) that determine three 

points A, B, C contained in the same plane and defined by OA=a/h, OB=b/k, OC=c/l. For example, 

the plane (111) in a cubic system corresponded to h=k=l=1 and defined the three points A, B, C such 

as OA=OB=OC=a that defined the plane shown in blue in Fig. II-24, b. 
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Fig. II-24 a) Representation of the face centered cubic (FCC) structure with crystallographic parameters; b) 

crystallographic planes with corresponding Miller indices (hkl). 

The definition of planes in crystallographic systems directly reflect of the atomic arrangement and 

the symmetry of oriented surfaces. The unit cells of orientated surfaces are described with two unitary 

vectors 𝑎1⃗⃗⃗⃗ , 𝑎2⃗⃗⃗⃗  and an angle between. The oriented surfaces (111), (100) and (110) of the FCC 

structure are shown in Fig. II-25. The unit cell of (111) is hexagonal and is defined by a1=a2=𝑎√3/2 

with an angle of 60°, the unit cell of (100) is hexagonal and is defined by a1=a, a2=𝑎√2/2 with an 

angle of 60° and the unit cell of (110) is rectangular and is defined by a1=𝑎√2, a2=a, with an angle 

of 90°.  

 

Fig. II-25 Atomic arrangements and parameters of crystallography of oriented surfaces (111), (100) and 

(110) of the FCC structure. 

It was found in literature that depending on the nature of the metal and the crystallographic orientation 

of surfaces, different factors influencing the execution of the on-surface synthesis can be modulated. 

Notably, the catalytic activity and the adsorption force of a surface could be related to the nature and 

the density of atoms at the surface. A general tendency found in the literature indicates that, (111) is 

denser and should exhibit a less catalytic activity and a lower molecule/substrate interaction than a 

surface of (100) than (110), and depending of the nature of the metal, a surface composed of Cu 

should be more active than a surface of Ag, than a surface of Au.22,23 In addition, it was found that 

the nature and the orientation of the surfaces are parameters able to modify the diffusion of species, 
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the configuration of the precursors and the reaction pathway that could lead to the formation of 

structures of varying topologies, sizes and qualities.24,25 Accordingly, we chose to investigate the 

organization of BrTAP and BrBAP on different natures of surface of Au, Ag, Cu and Pd with 

different orientations of (100), (110) and (111). The STM studies were conducted by the groups of 

Sylvain Clair (IM2NP, Aix-Marseille University) and Laurence Masson (CINaM, Aix-Marseille 

University). 

 Assemblies of tetra-bromoanthracenylporphyrin 

BrTAP was evaporated on a surface of Au (111) held at r.t. No stable supramolecular phase was 

observed at r.t or after annealing at 100°C and 250°C and desorption occurred above 320°C. Likewise, 

no stable phase was observed on Ag (100) even after annealing the surface at 220°C. We assumed 

that the behaviour could be related to low interaction and high mobility of the physisorbed species on 

Au (111) or Ag (100). By deposition of BrTAP on Ag (111) at r.t, we observed the formation of short 

and packed chains of about 5-10 nm long, aligned along the [100] direction and regularly distributed 

with a distance of 1.4 nm along the [1-10] direction (Fig. II-26, a). After annealing the surface at 

200°C, we observed the formation of a regular assembly with molecular rows of up to 100 nm long, 

aligned along the [1-10] direction and laterally distributed with a distance of 1.4 nm along the [100] 

direction (Fig. II-26, b). Different contrasts were observed and because we found that the distance 

between bright spots along the rows remained constant with a value of 0.7 nm, we assigned the central 

bright spots surrounded by the less intense lobes to the molecular units. We observed that the location 

of the bright spots were slightly off-center from the main row axis and we defined the unit cell with 

two molecular units expressed with the two unitary vectors 𝑎1⃗⃗⃗⃗ , 𝑎2⃗⃗⃗⃗  corresponding to the distances 

between two bright spots along and between the molecular rows (Fig. II-26, c). 

 

Fig. II-26 STM image of the deposition of BrTAP on Ag (111), a) supramolecular phase by deposition at r.t; 

b) assembly observed after annealing the surface at 200°C; c) close-up of the annealed sample with the unit 

cell expressed with vectors 𝑎1⃗⃗⃗⃗ , 𝑎2⃗⃗⃗⃗  corresponding to the distances along and between molecular rows. 

0.7 nm
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𝑎2
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Gas-phase molecular dynamics simulations of BrTAP were conducted to better understand the 

assembly on surface to determine theoretical molecular distances (Fig. II-27, a). According to the 

theoretical model, BrTAP exhibited a square shape with a distance of 1.35 nm between bromines 

of two adjacent anthracenes and a distance of 1.92 nm for the diagonal. None of the theoretical 

distances matched with the distance of 0.7 nm experimentally determined along 𝑎1⃗⃗⃗⃗ . The 

intermolecular distance of 0.7 nm was previously found in the literature in studies of edge-on 

adsorption of porphyrins on a surface and similar STM images were observed for the deposition of 

BrTAP on Ag (111) (Fig. II-27, b).26–28 We thus came to think that the assembly of BrTAP was 

incompatible with a flat-lying adsorption and the hypothesis of an edge-on adsorption was 

considered. 

 

Fig. II-27 a) Gas-phase molecular dynamics simulations of BrTAP with molecular distances; b) close-up 

STM images of a packed assembly of edge-on adsorbed porphyrins on surface with a measure of the 

intermolecular distance of 0.7 nm.26 

A better agreement was found in STM images when porphyrins were perpendicular to the plane of 

the surface (Fig. II-28). We assumed that -stacking interactions between twisted anthracenyl 

moieties led to a stacked arrangement of macrocycles perpendicular to the row direction and the 

assembly better corresponded to aligned rows of edge-on porphyrins with the less intense lobes 

corresponding to 10-anthracenyl bromines. 

 

Fig. II-28 STM images of the annealed sample of BrTAP on Ag (111) superimposed with the model of 

aligned rows of edge-on porphyrins. 

1.35 nm
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The latter observation suggested that the intermolecular interaction was stronger than the 

interactions with the Ag (111) surface that prevented the formation of 2D networks via 

polymerisation and thus the formation of GNM. In order to increase the interaction with the surface 

and force the molecule to lay down parallel to the surface, similar deposition and STM experiments 

were performed on more active surfaces like Ag (110), Cu (111) and Pd (111). 

The deposition at r.t of BrTAP on Ag (110) and Cu (111) led to the formation of similar short 

chains of about 3 to 5 nm long as observed on Ag (111) (Fig. II-29, a-b). Disordered orientations 

were observed on Cu (111) whereas a regular distribution was seen on Ag (110) with a distance of 

1.1 nm separating two adjacent chains along the [001] direction. Such a difference of orientations 

can be explained by the variety of adsorption sites characteristic of each surface. A difference of 

contrast with bright and less intense central spots was observed in STM images and we assigned 

the central spots to a single molecular unit. The intermolecular distance was measured to 0.75 nm. 

From the STM image of Ag (110) (Fig. II-29, c), we noticed that every second molecule was 

systematically observed as a brighter central lobe. A constant distance of 1.5 nm corresponding to 

five silver atoms of the surface was measured between two brights spots along the molecular rows. 

Because two molecules seemed to share an asymmetric environment with atoms from the surface, 

we attributed the difference of contrast to an epitaxial effect. 

 

Fig. II-29 STM images of BrTAP after deposition at r.t a) on Cu (111); b-c) on Ag (110). 

a)

c)
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After deposition of BrTAP on Ag (110) at 300°C, we again observed the formation of molecular 

rows of up to 100 nm long, aligned along the [1-10] direction and laterally distributed with a 

distance of 1.1 nm (Fig. II-30, a). Similar assemblies were formed on Cu (111) after annealing the 

surface at 150°C (Fig. II-30, b). The latter results again ruled out a flat-lying adsorption of the 

porphyrins and again suggested an edge-on configuration. Therefore, the π-stacking interactions 

seemed to remain stronger than the adsorption with the surfaces of Ag (110) and Cu (111). 

 

Fig. II-30 a) STM images of BrTAP a) after deposition on Ag (110) at 300°C; b) after annealing Cu (111) at 

150°C.  

Finally, the deposition at r.t of BrTAP on Pd (111) at coverage inferior to the monolayer led to 

highly diffusive species that were difficult to image on the surface and the deposition at full 

coverage of the surface led to the formation of a 2D monolayer with quasi-hexagonal order (Fig. 

II-31). Single molecular units were assigned to grey spots and an average intermolecular distance 

of 2.2 nm was determined. The latter experimental distance was in better agreement with the 

calculated distance in the theoretical model (Fig. II-27, a) and suggested a flat-lying adsorption of 

porphyrins. Hence, the molecule-substrate interactions on Pd (111) should be stronger than the 

intermolecular π-stacking. 

 

Fig. II-31 STM images of the deposition of BrTAP on Pd (111) at r.t at full coverage of the surface. 

After annealing the surface at 300°C, the formation of molecular chains of about 5 nm and 

hexagonal structures were observed (Fig. II-32). The intermolecular distances along the bright 

chains decreased to 0.7 nm and the hexagonal structures were attributed to bromine domains. 

Consequently, the debromination of BrTAP was suspected and a return to the edge-on 

a) b)
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configuration of porphyrins probably occurred. The presence of bromines on anthracenes was 

suspected to play an important role in the interactions on Pd (111) that allowed a flat-lying 

adsorption of porphyrins after deposition at r.t. In this scenario, we attributed the modification of 

the intermolecular interactions and the return to the edge-on configuration of porphyrins after 

annealing to debromination process. Because of the presumed edge-on adsorption, no 

polymerisation could be induced after the deposition of BrTAP on the surface and unfortunately 

the desired formation of GNM-1 has not been achieved to date. 

 

Fig. II-32 STM images of BrTAP on Pd (111) after annealing the surface at 300°C with marked molecular 

chains (white circles) and hexagonal structures assigned to bromines domains (blue square). 

 Bis-bromoanthracenylporphyrin on surface 

The organization of BrBAP on surface was investigated by deposition of the precursors on Cu (110) 

and Cu (111) at different temperatures. No stable adsorption was observed by deposition of BrBAP 

on Cu (110) at r.t even after annealing the surface at 160°C and 350°C (Fig. II-33, a-b). 

Nevertheless, the deposition of BrBAP at 250°C led to the formation of chains with multiple 

orientations on Cu (110) (Fig. II-33, c-d). 

Hexagonal structure, bromines domain

Molecular
chains
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Fig. II-33 STM images of the deposition of BrBAP on Cu (110) a) at r.t; b) at r.t followed by annealing at 

160°C; c-d) at 250°C. 

By superimposition of the theoretical model of the fused BrBAP on the STM images, we found that 

the size of the single spots and of the spots in the assembly were compatible with individual precursors 

with a flat-lying adsorption (Fig. II-34, a). However, the molecular orientations were difficult to 

identify and we assumed that at the temperature of deposition, both cyclodehydrogenation and 

dehalogenative coupling occurred that led to the formation of uncontrolled assemblies. Similar results 

were found on Cu (111); no stable adsorption was observed upon deposition below 400°C and the 

deposition of BrBAP at 400°C led to the formation of assemblies with undefined orientations (Fig. 

II-34, b). 

 

Fig. II-34 STM images with superimposition of the theoretical model of fused BrBAP, a) on Cu (110) after 

deposition at 250°C ; b) on Cu (111) after deposition at 400°C. 

We concluded that the reactivity of Cu was too high at the temperature of deposition and did not 

allow the sequential control of the surface-assisted reactions of BrBAP that thus prevented the 

formation of GNR-1. The control of the temperature of deposition seemed to be crucial for the 

formation of nanostructures and it should be interesting to investigate the deposition of BrBAP either 

at r.t on a more reactive surface like Pd (111) or in temperature on a substrate like Ag (111) with a 

less catalytic activity. 

a) b) d)c)

a) b)
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 Conclusion and perspectives 

To sum-up, several halogenated anthracenylporphyrin-based building blocks with different 

geometry, nature and number of halogens have been synthetised. The tetra-halogenated compounds 

BrTAP, ClTAP and ITAP were designed for the target on-surface formation of GNM-1 whereas 

the bis-halogenated porphyrin BrBAP was designed to afford the structure of GNR-1. Although 

BrTAP, ClTAP and BrBAP were successfully isolated and characterized with common analytical 

tools, we found that ITAP was unstable under ambient conditions and dehalogenation was assumed 

based on the duplication of signals in the NMR spectra. Consequently, we found that ITAP was not 

suitable for on-surface deposition due to its incompatibility with thermal treatments. Thereafter, we 

imagined the structure of BrDTAP with an additional row of anthracenes along the periphery of 

the molecule. The objective of this extension was to achieve on a surface the formation of GNM-2 

with a decrease of nitrogen content, larger pores and longer necks compared with the structure of 

GNM-1. The synthesis of BrDTAP constituted an important challenge and a screening of the 

synthetic parameters were done to improve the synthetic protocol. We found that the most 

promising conditions for the decisive lithiation reaction was to perform the reaction in 

benzene/Et2O with a ratio of 9:1 in the presence of n-BuLi. Despite the number of synthetic 

parameters explored, the formation of BrDTAP remained very limited and the characterization of 

BrDTAP by NMR is still in progress in the laboratory. 

In a second part, the arrangement of BrTAP was investigated on a variety of surfaces in terms of 

nature and orientation to modulate the molecule-substrate interactions. In most cases, a strong 

intermolecular interaction due to π-stacking between twisted anthracenes was assumed that led to 

1D organizations with edge-on configuration of porphyrins on the surface. Only the deposition of 

BrTAP on Pd (111) led to the formation of a 2D organization with flat-lying adsorption. After 

annealing the surface, debromination occured and the formation of short molecular 1D chains with 

a return to the edge-on configurations of porphyrins was observed. In order to prevent 

dehalogenation during annealing the surface and to investigate the cyclodehydrogenation reaction 

between anthracenes and porphyrins, it would be interesting to study the deposition of ClTAP on 

Pd (111). According to the works of Jacobse et al.29 and Shu et al.30, the cyclodehydrogenation 

reaction is expected to occur prior to the polymerisation reaction and the formation of a controlled 

network of porphyrins via subsequent dehalogenative polymerisation is not considered due to the 

possible formation of assemblies with undefined orientations. The strong intermolecular interaction 

between the anthracenes constitutes a serious limitation that has to be tackled to finally favor the 

interaction of species with substrates. To significantly affect the intermolecular interaction, our first 
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idea is to introduce an additional row of anthracenes on porphyrins. According to the calculated 

structure of BrDTAP, the first row of anthracene is twisted and nearly perpendicular to the 

macrocycle and the second row is parallel to the macrocycle due to the steric hindrance with the 

first row. Therefore, the two rows of anthracene were almost perpendicular between each other (Fig. 

II-35, a). The groups of Mullen and Fasel exploited such a perpendicular arrangement between the 

two adjacent anthracenes of DBBA to achieve a desired adsorption of the molecular precursor on a 

surface in 2010.31 Inspired by this work, we strongly believe that the deposition of BrDTAP on a 

surface would lead to a completely different assembly with an important perturbation of the 

intermolecular π-stacking. The study of BrDTAP on a surface for the fabrication of GNM-2 

constitutes the next step of this work. 

 

Fig. II-35 a) Calculated 3D model of BrDTAP; b) chemical structure and illustration of the perpendicular 

arrangement the two adjacent anthracenes of DBBA on a surface.31 

Finally, the study of deposition of BrBAP on Cu (110) and Cu (111) at r.t did not lead to the stable 

adsorption of precursors and the deposition at 250°C and 400°C led to the formation of assemblies 

with undefined orientations. We explained the results by a low molecule-substrate interaction of the 

surfaces of Cu at r.t and to the strong reactivity at high temperatures that did not allow a sequential 

control of the surface-assisted reactions, thus preventing the desired formation of GNR-1. 

Consequently, we recommend pursuing the investigation of deposition of BrBAP either at r.t on a 

more reactive surface like Pd (111) to afford a stable adsorption of precursors followed by annealing 

the surface to sequentially activate the surface-assisted reaction; or in temperature on a substrate like 

Ag (111) with a less catalytic activity to avoid the multiple activation of surface-assisted reactions at 

a same temperature. 
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This chapter is dedicated to the study of formation of π-extended porphyrins via the method of 

pyrolysis to perform the reaction of fusion of meso-substituted porphyrins with PAHs. 

The first part of this chapter consists in a concise review of the literature on the formation of π-

extended porphyrins and the characterization of their optical properties. 

In a second part is presented the synthesis of precursors of π-extended porphyrins based on meso-

substituted PAH-porphyrins. For this study, we synthetised mono-, bis- and tetra-substituted 

porphyrins containing pyrene, napthalene or anthracene moieties. 

In the last part, the experimental setup of the pyrolysis will be presented and the results of thermal 

fusion of precursors will be discussed. 
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 Fusion of PAHs on porphyrins in the literature 

The fusion of PAHs located on the meso-positions of porphyrins is a popular strategy to afford π-

extended porphyrins. Red-shifts of the optical absorption and emission properties of porphyrins are 

observed after the fusion of PAHs on the β-pyrrole position of porphyrins. The extension of the π-

system depends on the choice of the PAH and its aromaticity and allow the modulation of the 

visible/IR or NIR properties of the π-extended porphyrin. The following examples from the literature 

illustrate this point. 

The fusion of phenyls on porphyrins has been reported in the literature since 2004 and was performed 

in solution via cycloaddition or coupling reactions.1–3 The group of Kojima reported the fusion of 

multiple phenyls on a porphyrin via direct CH activation with Pd catalyst and although a mixture of 

isomers was formed, singly-, doubly-, triply- and quadruply ring-fused phenylporphyrins were 

successfully isolated and their adsorption spectra were reported (Fig. III-1).4,5 The singly-, doubly-, 

triply- and quadruply ring-fused phenyl porphyrins exhibited maximal absorption bands at λmax = 471 

nm; 532 nm; 580 nm; and 592 nm respectively. 

 

Fig. III-1 Chemical structures and absorption spectra of singly-(black), doubly-(blue), triply-(green) and 

quadruply-(red) ring fused phenylporphyrins.4 

The fusion of PAHs on porphyrins is generally achieved by the oxidative cyclodehydrogenation with 

oxidants like FeCl3, Fe(ClO4)3, DDQ/Sc(OTf)3. In 2004, Yamane et al.6  reported the fusion of pyrene 

derivatives on porphyrins via oxidative cyclodehydrogenation and mentionned that the fusion of large 
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PAHs occurred only when the porphyrins were metallated with nickel and when the PAHs contained 

activating groups like ether or ester. Although no spectrum was presented, the authors indicated that 

the absorption signature of the product of fusion from monopyrenylporphyrin was composed of 

optical bands at 724, 519, 430 and 420 nm. 

Several examples of fusion of naphthalene bearing ether or ester groups on porphyrin cores were 

reported via chemical oxidations since 2007.
7–9

 In particular, the group of Gryko investigated the 

fusion of 4,7-dimethoxynaphthylporphyrin depending on the inserted metal and found that although 

the presence of Cu and Ni in the porphyrin enhanced the yield of the reaction (83% and 60% yields 

respectively), the fusion of naphthalene with the free base porphyrin was possible.9 In comparison to 

the optical signature of the starting Ni-porphyrin, the spectrum of the fused porphyrin exhibited two 

new absorption bands at 585 and 648 nm (Fig. III-2, a). According to the studies of Cammidge et 

al.,10 Tanaka et al.,7 and Hayashi et al.,8 the presence of an additional “pseudo Soret band” was 

observed in the absorption signature of the naphthalene-fused porphyrin with Zn (Fig. III-2, b). 

Because no additional band was observed in the absorption spectra of the fused porphyrins containing 

Ni, Cu or with the free base product,9 we wonder if the origin of this band could be due to the presence 

of Zn in the structure. It is worth mentioning that the fusion of naphthalene derivatives was also 

achieved by electrochemistry11,12 or by Heck-type coupling reaction.10 

 

Fig. III-2 Chemical structures and absorption spectra of a) [4,7-dimethoxynaphtylporphyrinato]Ni(II) (grey) 

and its corresponding product of fusion (black);9 b) [methyl 4-(10,15,20-tris(3,5-

dimethylphenyl)porphyrinato-5-yl)-1-naphthoate]Zn(II) (dash line) and its corresponding product of fusion 

(solid line).7,8 

The fusion of anthracene derivatives on porphyrins was studied by the group of Anderson and the 

fusion of mono-,13,14 bis-,15 and tetra-anthracenylporphyrins16 achieved by chemical oxidation with 

FeCl3 or DDQ/Sc(OTf)3 were reported. Importantly, the authors mentioned that the fusion of multiple 

anthracenes occurred sequentially and successive oxidation reactions were required to afford the 
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desired products of fusion. The absorption spectra of the fused monoanthracenylporphyrin, 

bisanthracenylporphyrin and tetra-anthracenylporphyrin exhibited particular absorption bands at λ= 

773 and 855 nm (Fig. III-3, a); λ= 973 nm (Fig. III-3, b); and λ= 1417 nm (see chapter I, Fig I-13) 

respectively that illustrated that the larger the π-system, the greater the red-shift. 

 

Fig. III-3 Chemical structures and absorption spectra of a) the fused monoanthracenylporphyrin; b) the fused 

bisanthracenylporphyrin.13,15 

Other π-extended systems containing azulene,17 perylene,18 corannulene19 and nanographene20 

derivatives have been described in the literature and exhibited absorption bands between 700-1150 

nm. These examples illustrated the effect of the extension of the π-system on the absorption properties 

and a greater red-shift was generally observed by the multiple fusion of PAHs on the porphyrin core. 

The method of pyrolysis proposed by Thompson et al.21,22 could represent an alternative strategy to 

form π-extended porphyrins via the thermal fusion of PAHs located on the meso-positions of 

porphyrins. This method neither requires the presence of Ni in the porphyrin nor the presence of 

donor groups on PAHs that respectively causes fast deactivation of the porphyrin excited states and 

drastically limits the choice of PAHs. The pyrolysis method consists in heating the porphyrin 

precursor at high temperatures, about 500-600°C, for a short period of typically 3-10 min under an 

argon flow. The efficiency of the method was demonstrated on several bis-substituted porphyrins 

with a variety of PAHs from naphthalene, pyrene, coronene derivatives and an example of fusion of 

tetra-substituted pyrenylporphyrin was reported (Fig. III-4).21 However, mixtures of syn/anti isomers 

were afforded due to the use of asymmetric PAHs and the fusion of symmetric PAHs like anthracene 

on a porphyrin has not been reported so far. 

 

a) b)
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Fig. III-4 Examples of formation of π-extended porphyrins by the thermal fusion with variety of PAH-

porphyrin derivatives.21 

During this Ph. D., our objective was to investigate the thermal fusion of tetra-anthracenylporphyrin 

without the presence of activating groups via the pyrolysis technique. In addition, we proposed to 

investigate the thermal fusion of bis-anthracenylporphyrin and mono-substituted porphyrins 

containing anthracene, naphthalene and pyrene derivatives. In order to test our setup of pyrolysis, we 

also decided to reproduce the formation of the fused tetrapyrenylporphyrin reported in the work of 

Thompson. The next section is dedicated to the synthesis of the porphyrin precursors. 

 

 

 

 

 

Ar = 3,5-di-tertbutylphenyl
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 Synthesis of porphyrin precursors 

 Tetra-pyrenylporphyrin 

5,10,15,20-tetra(pyren-1-yl)porphyrin (TPyP) was synthetised by the method of Adler and Longo.23 

After the condensation reaction of pyrrole and pyrene-1-carboxaldehyde in propionic acid, the 

resulting mixture was filtered on paper, washed with a large amount of MeOH and purified by 

chromatography techniques. Recrystallisation from DCM/MeOH afforded TPyP as violet crystals in 

12% yield. Zn insertion was achieved by modification of literature procedure with Zn(OAc)2 and 

yielded ZnTPyP 76% after recrystallisation from DCM/MeOH (Fig. III-5).24 

 

Fig. III-5 Synthetic route of ZnTPyP; a) propionic acid, 1h, 140°C, 12%; b) Zn(OAc)2.2H2O (3eq), DCM, 

at reflux, 1h, 76%. 

TPyP and ZnTPyP were characterized by 1H NMR, MS, UV-Vis spectroscopy and the analytical 

data agreed with the ones reported in the literature (see Experimental part).21 

 Tetra-anthracenylporphyrin 

a) Synthesis 

The synthesis of TAP was achieved following the strategy of Volz and Schaeffer from 9-

bromoanthracene (Fig. III-6).25 The lithiation step was performed in Et2O with n-BuLi (2 mol/L, 2.04 

eq) at r.t and although the mixture turned slightly orange upon addition of the lithium reagent, an 

important amount of insoluble material remained. After purification by chromatography techniques 

and precipitation from DCM/MeOH, TAP was isolated in 4% yield with respect to pyrrole-2-

carboxaldehyde. In comparison to the yield afforded in the synthesis of BrTAP, we assume that the 

yield of synthesis of TAP was limited by the formation of the organolithium compound 2 and the 

partial solubility of 9-bromoanthracene in the solvent of reaction. Zinc insertion was achieved by 

modification of literature procedure with Zn(acac)2 and afforded ZnTAP in 81% yield after 

purification.24 
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TAP and ZnTAP were successfully characterized by 1H NMR, MS, UV-Vis spectroscopy and the 

analytical characterizations of TAP agreed with data from the literature (see Experimental part).25 

 

Fig. III-6 Synthetic route of TAP; a) n-BuLi (2 mol/L in hexane, 2.04 eq), diethylether, 30 min, r.t.; b) 1h, 

r.t (3 was not isolated); c) propionic acid, 3h, 140°C, 4%; d) Zn(acac)2 (3 eq) in DCM, 2h, at reflux, 81% 

b) Characterizations 

The 1H NMR spectrum of ZnTAP was recorded in C2D2Cl4 at 400MHz and the aromatic region of 

the spectrum is shown in Fig. III-7. The signal at δ 8.17 ppm was attributed to the eight hydrogens 

at β-pyrrolic positions and the other signals at δ (ppm): 8.87 (s, 4H, 10-anthracenyls), 8.28-8.23 (m, 

8H, 4,5-anthracenyls), 7.48-7.41 (m, 8H, 3,6-anthracenyls), 7.26-7.20 (m, 8H, 1,8-anthracenyls), 

7.02-7.02 (m, 8H, 2,7-anthracenyls) were attributed to the hydrogens of the anthracene moieties from 

the literature.25 

 

Fig. III-7 Aromatic region of the 1H NMR spectrum of ZnTAP (400MHz, C2D2Cl4, 298K). 
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The absorption spectrum of ZnTAP showed a Soret band at 429 nm followed by two Q-bands at 516 

and 552 nm and the additional bands at 248, 352 nm were attributed to the absorption of the 

anthracene units (Fig. III-8). 

 

Fig. III-8 Absorption spectrum of ZnTAP in DCM. 

 Bis-anthracenylporphyrin 

a) Synthesis 

Two synthetic strategies can be considered to form the 5,15-di(anthracen-9-yl)-10,20-

diphenylporphyrin (BAP): the 2+2 method of MacDonald or the Suzuki-Miyaura cross-coupling 

reaction. Based on the previous synthesis of BrBAP, a yield of about 5% was expected for the 2+2 

method and because higher yields were reported in the literature for Suzuki-Miyaura coupling, we 

opted for the coupling strategy to prepare BAP. The synthetic route of BAP is shown in Fig. III-9. 

 

Fig. III-9 Synthetic route of ZnBAP; a) Zn(OAc)2.2H2O (3 eq), DCM, at reflux for 1h, 96%; b) I2 (4 eq) in 

CHCl3/pyridine (9:1), AgPF6 (2.1 eq) in acetonitrile, 15 min, r.t, 60%; c) Pd2dba3 (0.5 eq), SPhos (1 eq), 

K3PO4 (8 eq), anthracen-9-boronic acid (4 eq) in toluene, 85°C, 48h, 22%. 

Zinc was inserted by modification of literature procedure24 into 5,15-diphenylporphyrin (DPP) to 

prevent the insertion of Ag in the next step and yielded 96% of ZnDPP (Fig. III-9, a). Iodination of 

ZnDPP was achieved by treatment with I2 in the presence of AgPF6 following literature procedure26,27 

and led to the bis-iodinated porphyrin with a small amount of mono-iodinated species. After 

250 300 350 400 450 500 550 600 650 700 750 800

2,0x10
4

4,0x10
4

6,0x10
4

8,0x10
4

1,0x10
5

1,2x10
5

1,4x10
5

 
(L

.m
o
l-1

.c
m

-1
)

 (nm)



Chapter III.  Pyrolysis of meso-substituted porphyrins 

 

88 

 

demetallation with HCl (6 mol/L), the crude mixture was purified by silica chromatography eluted 

with CHCl3/cyclohexane (1:2) and with 1% of Et3N to neutralize silica. After evaporation of solvents, 

I2DPP was isolated in 60% yield (Fig. III-9, b). BAP was synthetised via Suzuki-Miyaura cross-

coupling reaction from I2DPP and anthracen-9-boronic acid (6 eq) and different conditions were 

tested. With Pd(OAc)2, SPhos and K3PO4 in toluene at 80°C for 72h, a complex mixture containing 

dehalogenated, coupling species and the starting material was afforded and was difficult to separate. 

With PdCl2(PPh3)2, AsPh3 and Cs2CO3 in THF at 67°C for 72h, starting I2DPP with traces of 

dehalogenated species were detected by TLC and MS analysis that indicated a lack of reactivity at 

such temperature. Under the same conditions at higher temperature (75°C), the formation of the 

complex mixture of products was observed. Finally, we found that the most efficient conditions were 

in toluene at 85°C for 24h with Pd2dba3 and SPhos in the presence of K3PO4. The reaction led to the 

major production of BAP (Fig. III-9, c). The separation of the mono-and bis-anthracenyl porphyrins 

required two silica columns with toluene/heptane (1:1), CH2Cl2/cyclohexane (1:1) and a Size 

exclusion Chromatography using THF (SEC). After evaporation of solvents, a violet powder 

corresponding to target BAP was afforded in 22% yield. Finally, zinc insertion was achieved by 

modification of literature procedure24 and afforded ZnBAP in 90% yield after purification (Fig. 

III-10).  

 

Fig. III-10 Chemical structure of ZnBAP. 

ZnDPP, I2DPP, BAP and ZnBAP were characterized by 1H NMR, MS and UV-Vis spectroscopy 

and the analytical data agreed with the ones reported in the literature (see Experimental part).27,28 
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b) Characterization 

The 1H NMR spectrum of BAP was recorded in C2D2Cl4 at 400MHz and the aromatic region of the 

spectrum is shown in Fig. III-11. Two signals of hydrogens at β-pyrrolic positions were observed at 

8.71 ppm (β1) and 8.34 ppm (β2) due to the asymmetry of the A2B2 porphyrin. The multiplet signals 

between 8.22-8.17 and 7.72-7.67 were respectively attributed to the four hydrogens in ortho-positions 

of the phenyls and to the six hydrogens in meta- and para-positions of the phenyls. The other signals 

at δ (ppm): 8.98 (s, 2H, 10-anthracenyls), 8.32-8.28 (m, 4H, 4,5-anthracenyls), 7.54-7.48 (m, 4H, 3,6-

anthracenyls), 7.19-7.14 (m, 4H, 1,8-anthracenyls), 7.10-7.05 (m, 4H, 2,7-anthracenyls) were 

attributed to the hydrogens of the anthracene moieties in comparison to the spectral signatures of 

porphyrins developed in this thesis and from the literature.25,28  

 

Fig. III-11 1H NMR spectrum of BAP (400MHz, C2D2Cl4, 298K). 

 Mononaphthyl-, pyrenyl- and anthracenylporphyrins 

a) Synthesis 

5-(naphthalen-1-yl)-10,15,20-triphenylporphyrin (SNP), 5-(pyren-1-yl)-10,15,20-

triphenylporphyrin (SPP) and 5-(anthracen-9-yl)-10,15,20-triphenylporphyrin (SAP) were 

synthesised via Suzuki-Miyaura cross coupling reactions from 5-bromo-10,15,20-triphenylporphyrin 

with the corresponding PAH-boronic acid (Fig. III-12). We applied the same coupling conditions as 

in the synthesis of BAP with Pd2dba3, SPhos and K3PO4 in toluene at 85°C for 48h. After purification 

by chromatography techniques and recrystallisation from DCM/MeOH, SNP, SPP and SAP were 

isolated in 98%, 96% and 51% yields respectively. 
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The reaction of zinc insertion was achieved by modification of literature procedure and afforded 

ZnSNP, ZnSPP and ZnSAP in 93%, 87% and 87% yields respectively after purification.24 SNP, 

SPP, SAP, ZnSNP, ZnSPP and ZnSAP were successfully characterized by 1H and 13C NMRs, 

HRMS and UV-Vis spectroscopy (see Experimental part). 

 

Fig. III-12 Synthetic routes of ZnSNP, ZnSPP and ZnSAP; a) Pd2dba3 (0.5 eq), SPhos (1 eq), K3PO4 (6 eq) 

in toluene, 48h, 85°C, 98% (SNP), 96% (SPP), 52% (SAP); b) Zn(acac)2 (3 eq) in DCM, 2h, at reflux, 
93% (ZnSNP), 87% (ZnSPP) and 87% (ZnSAP). 

b) Characterizations 

The 2D-cosy NMR map of ZnSNP recorded in C2D2Cl4 at 400MHz is shown in Fig. III-13. Due to 

the asymmetry of the A3B porphyrin, three signals of hydrogens at β-pyrrolic positions were observed 

at 9.01 ppm (β1, s), 8.89 ppm (β2, d, J = 4.64 Hz) and 8.71 (β3, d, J = 4.64 Hz). The multiplets 

between 8.38-8.22 and 7.84-7.73 were respectively attributed to the six hydrogens in ortho-positions 

of the phenyls superimposed with the two hydrogens in positions 2-, 4- of the naphthalene moiety 

and to the nine hydrogens in meta- and para-positions of the phenyls. The other signals at δ (ppm) 

8.20-8.15 (m, 1H, 8-naphthyl), 7.96-7.88 (m, 1H, 3-naphthyl), 7.56-7.46 (m, 1H, 7-naphthyl), 7.14-

7.06 (m, 2H, 5- and 6-naphthyl) were attributed to the hydrogens of the naphthalene moiety in 

comparison to the literature.7–10  
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Fig. III-13 2D-cosy map and chemical structure of ZnSNP (400MHz, C2D2Cl4, 298K). 

The 2D-cosy NMR map of ZnSPP recorded in C2D2Cl4 at 400MHz is shown in Fig. III-14. Three 

signals of hydrogens at β-pyrrolic positions were observed at 9.01 ppm (β1, s), between 8.92-8.83 

ppm (β2, m) and at 8.61 (β3, d, J = 4.68 Hz). The multiplets between 8.38-8.23, 7.86-7.79 and 7.79-

7.73 were respectively attributed to the six hydrogens in ortho-positions of the phenyls superimposed 

with two hydrogens of the pyrene moiety, to the six hydrogens in meta-positions of the phenyls and 

to the three hydrogens in para-positions of the phenyls. The other signals between δ (ppm) 8.92-8.83 

(m, 1H) and at 8.57 (d, 1H, J = 7.80 Hz), 8.45 (d, 1H, J = 9.08 Hz), 7.71 (d, 1H, J = 9.40 Hz), 7.51 

(d, 1H, J = 9.32 Hz) corresponded to the hydrogens of the pyrene moiety without specifying their 

positions. 

 

Fig. III-14 2D-cosy map and chemical structure of ZnSPP (400MHz, C2D2Cl4, 298K). 
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The 2D-cosy NMR map of ZnSAP recorded in C2D2Cl4 at 400MHz is shown in Fig. III-15. Three 

signals of hydrogens at β-pyrrolic positions were observed between 9.06-8.97 ppm (β1, m), 8.80 ppm 

(β2, d, J =4.4 Hz) and 8.36 (β3, d, J =4.8 Hz). The multiplets between 8.34-8.20, 7.87-7.79 and 7.78-

7.69 were respectively attributed to the six hydrogens in ortho-positions of the phenyls (superimposed 

with the two hydrogens in positions 4-, 5- of the anthracene moiety), to the six hydrogens in meta-

positions of the phenyls and to the three hydrogens in para-positions of the phenyls. The other signals 

at δ (ppm): 8.94 (s, 1H, 10-anthracenyl), 7.52-7.43 (m, 2H, 3,6-anthracenyl), 7.11-6.97 (m, 4H, 2,7- 

and 1,8-anthracenyl) were attributed to the hydrogens of the anthracene moiety in comparison to the 

literature.7–10  

 

Fig. III-15 2D-cosy map and chemical structure of ZnSAP (400MHz, C2D2Cl4, 298K). 

 Pyrolysis of meso-substituted PAH-porphyrins 

 Setup 

Inspired from the experimental protocol described by the group of Thompson, we designed the setup 

illustrated in Fig. III-16 and applied the following protocol for the pyrolysis experiment. 

 

Fig. III-16 Illustration of the setup we used for the pyrolysis experiments. 
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argon flow. The temperature in the glass tube was monitored preliminary to the pyrolysis reaction 

with a thermocouple sensor placed under the argon flow at the future location of the glass boat. The 

glass boat containing the porphyrin precursor in powder was placed at the entrance of the glass tube 

under the argon flow for 10 min. Pyrolysis reaction started by inserting the glass boat into the furnace 

and evolution of the reaction was controlled with time monitoring by looking at the aspect of the 

sample after taking the glass boat out of the furnace. At the end of the reaction, the glass boat was 

taken out from the furnace, cooled down under the argon flow for 10 min and the crude mixture was 

collected with dichloromethane for purification. 

 Pyrolysis of ZnTPyP 

In order to validate our setup, we first reproduced the experiment of thermal fusion of ZnTPyP. After 

pyrolysis, the crude mixture was dissolved in DCM/pyridine (95:5) and passed through a silica pad 

to remove insoluble products. The resulting mixture was pure enough to detect the presence of 

products of fusion by MS and UV-visible spectroscopy that allowed the adjustment of the parameters 

of the reaction. The thermal fusion of ZnTPyP was investigated as a function of the temperature and 

the reaction time. A summary of the tests is presented in Table III-1. 

Entry Temperature (°C) Time (sec) Observation 

1 550 60 and 90 
Crystalline pink powder in glass boat, starting 

material on UV-Visible and MS 

2 550 120 
Molten product, mixture of doubly and triply 

fused products on MS 

3 550 
150 and 

180 
Molten product, mixture of triply and tetra fused 

products on MS 

4 585 120 
Molten product, mixture of triply and tetra fused 

products on MS 

5 550 210 
Molten product, tetrafused product on MS and 

UV-visible 

6 585 150 
Molten product, tetrafused product on MS and 

UV-visible 

7 615 
150 and 

180 

Few amount of molten product and intense white 
smoke release, sublimation and mixture of 
tetrafused and hyperfused products on MS 

 

 Table III-1 Summary of the tests of pyrolysis for the thermal fusion of ZnTPyP. 
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By heating ZnTPyP at 550°C for 60 and 90 sec, a crystalline pink powder was collected from the 

glass boat and only starting material was observed by MS and UV-visible spectroscopy (entry 1). For 

the reaction time of 120 sec at 550°C, the initial powder started to melt in the glass boat and a molten 

mixture was collected from the glass tube (entry 2). The resulting mixture contained doubly- and 

triply-fused products that were detected with isotopic signatures (MH+) at m/z 1169.64 and 1167.63 

respectively on the mass spectrum (Fig. III-17). 

 

Fig. III-17 Mass spectrum and chemical structures of the doubly- and triply-fused products of fusion after 

the pyrolysis of ZnTPyP at 550°C for 120 sec. 

A molten mixture was collected from the glass boat after pyrolysis of ZnTPyP at 550°C for 150 and 

180 sec (entry 3) and at 585°C for 120 sec (entry 4). The solution of the resulting mixture in DCM 

was blue in comparison to the initial pink solution of ZnTPyP. The resulting mixture contained triply- 

and tetra-fused products that were detected with isotopic signatures (MH+) m/z 1167.80 and 1165.77 

respectively on the mass spectrum (Fig. III-18). 

 

Fig. III-18 Mass spectrum and chemical structures of the triply- and tetra-fused products of fusion after the 

pyrolysis of ZnTPyP at 550°C for 150 sec. 
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According to MS analysis, the pyrolysis of ZnTPyP either at 550°C for 210 sec (entry 5) or at 585°C 

for 150 sec (entry 6) led to the unique formation of the target tetra-fused porphyrin that was observed 

on mass spectrum with isotopic signatures at m/z 1165.74 (MH+, Fig. III-19). 

 

Fig. III-19 Mass spectrum and chemical structure of the target tetra-fused products of fusion after the 

pyrolysis of ZnTPyP either at 550°C for 210 sec or at 585°C for 150 sec. 

By heating ZnTPyP at 615°C for 150 and 180 sec, the powder melted and an intense release of white 

smoke was observed (entry 7). The presence of the tetra-fused product was detected by MS analysis 

in addition to isotopic signals at m/z 1163.97 and 1161.97 corresponding to hyperfused-products 

(MH+) with the additional loss of -2H and -4H (Fig. III-20). 

 

Fig. III-20 Mass spectrum and chemical structures of the tetra-fused- and the hyperfused products after the 

pyrolysis of ZnTPyP at 615°C for 180 sec. 
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The latter results suggested that the thermal fusion of the pyrene moiety on the porphyrin core was 

able to start at 550°C and approximately 120 sec were required to reach the temperature of reaction 

in the glass boat. However, a longer time or a higher temperature was needed to reach the target tetra-

fused product. The pyrolysis conditions in entries 5 and 6 were found to be the most promising to 

achieve the thermal fusion of the four pyrenyl moieties and form an unique product. It appeared that 

the reaction started when the material melted and sublimation of compounds was observed by the 

release of a white smoke. Moreover, we found that the temperature required for the activation of the 

thermal fusion was relatively close to the temperature of degradation of ZnTPyP at 480°C determined 

by thermogravimetric analysis (TGA). Consequently, products of degradation with loss of one or two 

pyrenes were detected by MS analysis with increased intensities by prolonging the time of heating or 

by increasing the temperature. Increasing the temperature above 585°C led to formation of new 

species we called hyperfused products, with additional cyclodehydrogenation between the pyrene 

subunits out of the porphyrin core. The proportion of the hyperfused products was supposed to be 

statistic because of the preliminary formation of isomers that randomly settled the spatial arrangement 

of the pyrenyl groups. We supposed that the cyclodehydrogenation occurred only between pyrene 

derivatives with a particular spatial arrangement that made the moieties sufficiently close and thus 

variety of hyperfused products can form with different proportions. Although several mix of solvents 

were tested, we were not able to characterize the absorption properties of the hyperfused-products. 

In addition, we performed a test of pyrolysis with the free base precursor (TPyP) that led to the 

formation of an insoluble mixture that could not be characterized. It is likely due to an important 

degradation of the starting material. Therefore, it appeared that the role of zinc in the cavity of 

porphyrin precursors was important for the reaction. The absorption spectra of the tetra-fused 

ZnTPyP (solid line) and starting ZnTPyP (dash line) are shown in Fig. III-21. 

 

Fig. III-21 Absorption spectra of tetra-fused ZnTPyP (blue line) and starting ZnTPyP (red line). Insert 

caption showed the change of colour of the solutions of the starting material and of the fused product. 
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In comparison between the absorption spectra of the starting material and the fused products, we 

observed that the initial Soret band located at 434 nm disappeared during the fusion process and new 

bands in the visible region at λ = 445, 576, 629, 670 nm and in the NIR region at 881, 1022 nm 

appeared. Moreover, the change of the absorption properties with the reaction of fusion was marked 

by a visible change of colour from red to blue in solution (Fig. III-21). The absorption spectrum of 

the tetra-fused ZnTPyP corresponded to the optical signature of the tetra-fused porphyrin reported 

by the group of Thompson and confirmed that both the protocol and the setup we designed were 

correct.21 

 Pyrolysis of ZnTAP 

The thermal fusion of ZnTAP was investigated as a function of the temperature and the reaction time. 

After pyrolysis, the crude mixtures were dissolved in DCM/pyridine (95:5) and passed through a 

silica pad to remove insoluble products. The resulting mixtures were analysed by UV-visible 

spectroscopy and their absorption spectra were compared to literature to detect the presence of 

products of fusion.13,15,16 The summary of the tests of pyrolysis of ZnTAP is presented in Table III-2. 

 

Entry Temperature (°C) Time (sec) Observation 

1 515 180 
crystalline powder in glass  boat, starting material 

on UV-Visible 

2 550 180 
crystalline powder in glass  boat, starting material 

on UV-Visible 

3 585 
180, 240, 

300 

calcined products stacked and crystalline pink 
powder in glass boat,starting material with new 

absorption bands at 848, 1024 and 1162 nm on the 
absorption spectrum 

4 605 180, 210 
calcined products and presence of starting material 
with new absorption bands at 848, 1024 and 1162 

nm on absorption spectrum 

5 640 180, 210 
calcined products and pink smoke release, 

sublimation of ZnTAP 

 

 Table III-2 Summary of the tests of pyrolysis for the thermal fusion of ZnTAP. 

We started to investigate the pyrolysis of ZnTAP at 515°C and 550°C both for 180 sec, a crystalline 

pink powder was collected from the glass boat that was identified to the starting ZnTAP by UV-

Visible spectroscopy (entries 1 and 2). By heating ZnTAP at temperatures above 585°C and inferiors 

to 640°C, a calcined solid stacked at the bottom of the glass boat and a crystalline pink powder were 
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collected (entries 3 and 4). The analysis by MALDI-TOF mass spectrometry of the resulting powder 

dissolved in DCM only revealed the presence of the starting material with the isotopic signature at 

m/z 1177.81 but in addition to the signature of the starting material, absorption bands at 848, 1024 

and 1162 nm were observed on the absorption spectrum (Fig. III-22). 

 

Fig. III-22 Absorption spectra in DCM/pyridine of the mixture after pyrolysis of ZnTAP at T = 585°C for 

300 sec (blue), superimposed with the absorption of the starting material (red). 

By heating ZnTAP at 640°C, a pink smoke released intensively from the glass tube after 90 sec of 

heating and only a calcined solid stacked on the glass boat was collected after pyrolysis (entry 5). 

Although several mix of solvents were tested, no discernible bands could be observed on the 

absorption spectrum of the calcined product. Consequently, it appeared that no reaction occurred for 

the temperatures of pyrolysis inferior to 550°C, and only the starting material was recovered. By 

increasing the temperature of reaction of up to 640°C, new bands located in the NIR region of the 

absorption spectrum of the mixture of pyrolysis were observed. The position of these bands were 

closed to the ones reported in the literature in the absorption spectra of the fused anthracenylporhyrins 

and suggested the initiation of the reaction of fusion in our system.13,15,16 However, amongst all the 

conditions tested, ZnTAP did not melt and heating the precursor above 640°C induced an important 

sublimation of the starting material as identified by absorption spectroscopy. In addition, we analysed 

by MS the calcined solid stacked on the glass boat following a protocol reported by the group of 

Müllen and developed to analyse insoluble compounds.29 Briefly, about 0.5 mg of sample was 

crushed with an excess amount of tetracyanoquinodimethane (TCNQ) in a crucible, dispersed in 

cyclohexane and deposited on the conductive plate of the MALDI-TOF device for analysis. Although 

the calcined solid was probably composed of degraded products, we were able to detect isotopic 

distributions at m/z 1077.71, 1057.68 and 887.47 (MH+) that were respectively identified to ZnTAP, 

the product of hyperfusion with the loss of 20H and to the product of degradation with the loss of one 

anthracene (Fig. III-23). 
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Fig. III-23 Mass spectrum and chemical structures of the starting material and the corresponding hyperfused 

products of fusion in the calcined mixture after the pyrolysis of ZnTAP at 605°C for 180 sec. 

The latter results were encouraging because it indicated that the fusion of ZnTAP could be thermally 

activated. However ZnTAP did not melt and a gradient of temperature in the glass boat was suspected 

that would explain the inhomogeneous reactivity observed and the scattered results. In the present 

case, the precursor either degraded or probably hyperfused due to the high temperatures at the bottom 

of the glass boat or did not or barely reacted for the major part of the sample. Therefore, we suppose 

that the fusion of ZnTAP could be better achieved if we could homogeneously heat ZnTAP. 

 Pyrolysis of ZnBAP 

The thermal fusion of ZnBAP was investigated as a function of the temperature and the reaction time. 

The summary of the tests of pyrolysis of ZnBAP is presented in Table III-3. 

By heating ZnBAP at 500°C for 180 sec, a pink powder was collected from the glass boat that was 

identified to ZnBAP by absorption spectroscopy (entry 1). By heating ZnBAP at 540°C and 570°C 

for 180 sec, molten mixtures were collected from the glass boat (entries 2 and 3). The solution of the 

resulting mixtures in DCM appeared more reddish than the initial pink solution of ZnBAP and an 

important amount of insoluble solid remained in suspension. The absorption spectra of these mixtures 

presented a similar aspect to the optical signature of the starting material with the appearance of less 

intense bands at 627, 796 and 883 nm (blue line, Fig. III-24). 
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Entry Temperature (°C) Time (sec) Observation 

1 500 180 pink powder in glass boat, starting material on UV-Visible 

2 540 180 
molten mixture collected from the glass boat, starting 
material  and new absorption bands at 796, 883 nm 

observed on the absorption spectrum 

3 570 180 
molten mixture collected from the glass boat, starting 
material  and new absorption bands at 796, 883 nm 

observed on the absorption spectrum 

4 585 180 calcined products, no signal on UV-Visible spectroscopy 

5 620 210 calcined products, no signal on UV-Visible spectroscopy 

 

 Table III-3 Summary of the tests of pyrolysis for the thermal fusion of ZnBAP. 

 

Fig. III-24 Absorption spectra in DCM/pyridine of the mixture after pyrolysis of ZnBAP at T = 570°C for 

180 sec (blue), superimposed with the absorption of the starting material (red). 

By heating ZnBAP either at 585°C for 180 sec (entry 4) or at 620°C for 210 sec (entry 5), a calcined 

solid stacked on the glass boat was collected. Although several mix of solvents were tested, no 

discernible bands could be observed on the absorption spectrum of the calcined product. 

Consequently, we observed that the powder did not melt for T < 550°C and only a crystalline powder 

corresponding to the stating material ZnBAP was collected from the glass boat. For T > 540°C, the 

powder melted and an important degradation was suspected according to the amount of the insoluble 

solid in suspension. It is worth mentioning that the temperature of degradation of ZnBAP has been 

determined to 515°C by TGA. We attributed the appearance of the absorption bands at 627, 796 and 

883 nm to the presence of the product of fusion with one anthracene moiety in comparison to the 

literature.13 Because a beginning of reaction occurred, we increased the temperature to 585°C and 

620°C that drastically increased the degradation of ZnBAP and the resulting calcined solid was 

400 500 600 700 800 900 1000

0,0

0,1

0,2

0,3

0,4

A
b
s
o
rb

a
n
c
e
 (

a
.u

)

 (nm)



Chapter III.  Pyrolysis of meso-substituted porphyrins 

 

101 

 

characterized by MALDI-TOF mass spectrometry following the solid-state protocol. Three isotopic 

distributions at m/z 791.33, 865.24 and 939.52 were detected on the mass spectrum. The distribution 

at m/z 865.24 revealed a loss of 12H from the starting ZnBAP that corresponded to the product of 

fusion with the two anthracene moieties and the two phenyl rings fused on the porphyrin core. The 

other distributions at m/z 791.33 and 939.52 would correspond to products of fusion with respectively 

the loss and the addition of a phenyl ring as already observed in the synthesis of PAHs via pyrolysis 

technique in the literature.30 The characterization of the optical properties of these compounds was 

compromised due to the high presence of degraded products masking the absorption signatures. 

 

Fig. III-25 Mass spectrum and chemical structures of fused ZnBAP with extra fusion of phenyl rings and 

fused and of fused derivatives contained in the calcined solid after the pyrolysis of ZnBAP either 585°C for 

180 sec or at 620°C for 210 sec. 

According to MS and absorption spectroscopy, we deduced that the reaction of fusion of multiple 

anthracene moieties can be thermally activated but seemed to be sequential. The fusion of one 

anthracene by pyrolysis was accompanied by an important degradation that prevented a second 

pyrolysis with a risk of total destruction of compounds. Inspired from the results, we imagined that 

the technique would be efficient to fuse an unique anthracene derivative on porphyrins. 

 Pyrolysis of ZnSAP, ZnSNP and ZnSPP 

In order to prevent the formation of isomers, the objective of the pyrolysis of ZnSAP, ZnSNP and 

ZnSPP is to achieve only the fusion of one PAH moiety to the porphyrin core and lead to the 

formation [3,5,7-(10,15,20-triphenyl)anthraceneporphyrinato]zinc(II) (fused ZnSAP), [3,5-

(10,15,20-triphenyl)naphthaleneporphyrinato]zinc(II) (fused ZnSNP) and [3,5-(10,15,20-

triphenyl)pyreneporphyrinato]zinc(II) (fused ZnSPP) (Fig. III-26). 
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Fig. III-26 Chemical structures of target fused ZnSAP, fused ZnSNP and ZnSPP. 

a) Experiments 

By heating ZnSAP, ZnSNP and ZnSPP in powders at T<500°C, the liquefactions of the starting 

materials were not observed and we deduced that the thermal fusion of the compounds could not be 

achieved with a temperature of pyrolysis inferior to 500°C. We tested the pyrolysis of ZnSAP, 

ZnSNP and ZnSPP at 510-515°C and observed the liquefaction of the powders after 180 sec of 

heating. At such temperature, the sublimations of ZnSAP and ZnSNP were also observed with an 

important release of pink smoke from the glass tube after 120-150 sec of heating. Because no release 

of smoke was observed during the pyrolysis of ZnSPP at 510-515°C, we deduced that the sublimation 

of starting material did not occur. The molten mixtures of ZnSAP, ZnSNP and ZnSPP were collected 

from the glass boat respectively after 225 sec, 330 sec and 210 sec of pyrolysis. The crude mixtures 

were passed through a silica pad to remove insoluble products and separate the fused derivatives from 

the unreacted products. 

The absorption spectra of the fused products of ZnSAP, ZnSNP, ZnSPP exhibited new absorption 

bands compared to the parent porphyrins. In comparison to the absorption spectra of the fused 

porphyrins reported in the literature,6–8,10,13  we concluded that the thermal fusions of ZnSAP, ZnSNP 

and ZnSPP were successfully achieved after the pyrolysis at 510-515°C for 225 sec, 330 sec and 210 

sec respectively and led to the formation of our target fused ZnSAP, fused ZnSNP and fused ZnSPP. 

The crude mixtures were purified on silica column eluted with DCM/cyclohexane (1:1, v/v) and a 

red, a brown-green and a brown fractions that respectively contained fused ZnSAP, fused ZnSNP, 

fused ZnSPP were collected. The mass spectra of the fractions are presented in Fig. III-27.  
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Fig. III-27 Mass spectra of the products of pyrolysis at 510-515°C of a) ZnSAP for 225 sec; b) ZnSNP for 

330 sec; c) ZnSPP for 210 sec. 

The isotopic distribution at m/z 772.11 revealed a loss of 4H from the starting ZnSAP (exact mass 

776.16) corresponding to fused ZnSAP (exact mass 772.16) (Fig. III-27, a). The isotopic signals at 

m/z 724.22 and 798.16 revealed a loss of 2H from the starting materials ZnSNP (exact mass 726.16) 

and ZnSPP (exact mass 800.18) respectively corresponding to fused ZnSNP (exact mass 724.16) 

and fused ZnSPP (exact mass 798.18) (Fig. III-27, b and c). In addition, other isotopic distributions 

at m/z +76 and -76 surrounding the signals of the fused compounds were systematically observed and 

corresponded to the fused derivatives with the addition and the loss of a phenyl ring. 

We tried to optimize the pyrolysis conditions to reduce the formation of by-products and the residual 

presence of starting materials. We found that increasing the reactions times or the temperature 

reduced the presence of starting materials but increased the decomposition of compounds and 

enhanced the formation of undesired fused by-products with addition and loss of phenyls at the 

periphery of the porphyrins. The very close physicochemical properties of these compounds made 

difficult their separations on silica columns. Indeed, we tested the separation of the compounds via 

preparative HPLC or with the use of thinner kind of silica (0.015-0.040 mm) that were unfortunately 

incomplete for a large number of eluent ratios and gradients tested. We finally found that better 

separations can be achieved by SEC using THF and three partly superimposed fractions were 

observed. According to MS analysis, the first fractions corresponded to the isotopic signals of the 

fused products with the additional phenyl at m/z +76; the second fractions corresponded to the signals 

of the target fused compounds and the last fractions corresponded to the signals of the fused products 

with the loss of one phenyl ring at m/z -76. Several SEC were performed to afford sufficient 

separations of the mixtures and fused ZnSPP, fused ZnSAP were successfully isolated and 

characterized by HRMS and UV-Visible-NIR spectroscopy. Fused ZnSPP was isolated with an 

appreciable amount that allowed the record of a comprehensive 1H NMR spectrum and the fusion of 
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ZnSAP has to be repeated to record a comprehensive 1H NMR spectrum. The purification of fused 

ZnSNP was found to be more complicated because of the small differences between the fused 

naphthylporphyrin and its derivatives, and is still in progress in our group. Nevertheless, the identity 

of fused ZnSNP was confirmed by HRMS analysis.  

 

b) Absorption spectroscopy 

The absorption spectra of fused ZnSAP, fused ZnSPP and of the mixture containing fused ZnSNP 

and the products of addition and loss of a phenyl ring are shown Fig. III-28 (blue). In comparison to 

the absorption signatures of starting materials (red), the Soret bands initially located at 421 nm were 

absent and new optical bands were observed at: 

- 408, 526, 593, 769 and 851 nm in the absorption spectrum of fused ZnSAP (Fig. III-28, a) 

- 413, 492, 665 and 703 nm in the absorption spectrum of fused ZnSPP (Fig. III-28, b) 

- 411, 472, 647 and 667 nm in the absorption spectrum of fused ZnSNP (Fig. III-28, c). 

Different red-shifts of the optical absorption properties of porphyrins were experimentally observed 

by the β-fusion with anthracene, pyrene and naphthalene moieties to the porphyrin cores. 

 

Fig. III-28 Absorption spectra (blue) and chemical structures of a) fused ZnSAP; b) fused ZnSPP; c) 

mixture containing fused ZnSNP and products of addition and loss of a phenyl ring; superimposed with the 

absorption signatures of the starting materials (red). 
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c) HRMS 

The formation of the desired fused ZnSAP, fused ZnSPP and fused ZnSNP were confirmed by 

HRMS. For fused ZnSAP, an exact mass of 772.1605 was calculated from C52H28N4Zn and an exact 

mass of 772.1607 was experimentally determined for M+ (Fig. III-29, a). Likewise for fused ZnSPP 

and fused ZnSNP, exact masses of 798.1762 and 724.1605 were respectively calculated from 

C54H30N4Zn and C48H28N4Zn and exact masses of 798.1778 and 724.1610 were experimentally 

determined for M+ respectively (Fig. III-29, b and c). 

 

Fig. III-29 HRMS spectra of a) fused ZnSAP; b) fused ZnSPP; c) fused ZnSNP. 

d) 1H NMR 

The 1H NMR spectrum of fused ZnSPP was recorded in C2D2Cl4 at 400MHz and the aromatic region 

of the spectrum is shown in Fig. III-30. In comparison to the spectrum of the starting ZnSPP, we 

observed that the chemicals shifts in the spectra of the fused ZnSPP were deshielded up to 9.55 ppm 

and the signals of the hydrogens at β-pyrrolic positions were considerably affected by the β-fusion 

with the pyrene moiety. We attributed the chemical shifts on the NMR spectrum of fused ZnSPP 

from the spectral signatures of starting ZnSPP and anthracenylporphyrins reported in the 

literature.6,13 Based on the important deshielding and the multiplicity, we found that the signals at 

9.58 and 9.47 (s, 1H) could be attributed either to the hydrogen β1 of pyrrole or to the hydrogen in 

position 9 of the pyrene moiety.  According to the arguments of multiplicity and coupling constant, 

the signals at 9.54 (d, 1H, J = 4.8 Hz), 8.97 (d, 1H, J = 4.8 Hz) and between 8.86-8.77 (m, 3H) were 

respectively attributed to the two hydrogens β2, β3 and the group of the three hydrogens β4, β5, β6. 

Likewise, the signals at 9.38 (d, 1H, J = 8.0 Hz) and 8.71 (d, 1H, J = 8.4 Hz) were respectively 

attributed to the hydrogens in positions 2 and 3 of the pyrene moiety. In comparison to the spectrum 

of the starting ZnSPP, the signals between 8.35-8.27, 7.93-7.87, 7.86-7.72 were not impacted by the 

β-fusion and were respectively attributed to the hydrogens in ortho-, para-, meta-positions of the 

phenyls. The signals at 8.46 (d, 1H, J = 7.2 Hz), 8.25-8.19 (m, 3H), 8.11 (t, 1H, J = 7.6 Hz), 7.86-

7.72 (m, 2H) ppm corresponded to the hydrogens of the pyrenyl without specifying their positions. 
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Fig. III-30 Aromatic region of the 1H NMR spectrum of fused ZnSPP (400MHz, C2D2Cl4, 298K). 

 Metal-free π-extended porphyrin 

 

Fig. III-31 Acid treatment to remove zinc from the cavity of fused ZnSPP and afford the metal-free π-

extended porphyrin fused SPP; a) HCl (6 mol/L), in DCM, 10 min, r.t. 

Finally, zinc was removed from the cavity of fused ZnSPP under acidic conditions to form 3,5-

(10,15,20-triphenyl)pyreneporphyrin (fused SPP) following literature procedure.27 Fused SPP was 

detected by MALDI-TOF analysis with the isotopic signature at m/z 737.32 corresponding to 

MH+(Fig. III-32, a). In comparison to the optical spectra of fused ZnSPP, the absorption spectrum 

of fused SPP (Fig. III-32, b) exhibited the same band at 410 nm, new blue shifted bands at 482, 584, 

632, 658 nm and a new red shifted band at 733 nm. Both analysis confirmed that zinc was completely 

removed from the cavity of the porphyrin leading to fused ZnSPP. Because the reaction was 

performed on a very small amount of product, the 1H NMR spectrum was not recorded. Finally, we 

proved that the formation of π-extended porphyrin without the presence of any metal or activating 

group on the PAH can be successfully achieved by the method of pyrolysis followed by acid treatment. 
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Fig. III-32 a) MS; and b) absorption spectra in CHCl3 of fused SPP. 

 Conclusion and perspectives 

To conclude, a series of PAHs meso-substituted porphyrins containing naphthalene (ZnSNP), pyrene 

(ZnSPP and ZnTPyP) and anthracene (ZnSAP, ZnBAP and ZnTAP) derivatives were synthetised 

and used as precursors to investigate the formation of π-extended porphyrin via pyrolysis. An 

experimental setup for the pyrolysis was designed and validated by reproduction of the fusion of 

ZnTPyP. Amongst all the conditions of pyrolysis tested, we found that 120 sec of heating was 

necessary to reach the working temperature in the glass boat and succeeded in the thermal fusion of 

the four pyrenyl moieties of ZnTPyP at 550-585°C from 150 to 210 sec. According to MS analysis, 

hyperfused compounds were presumed to form under pyrolysis conditions above 585°C and 

suggested that the pyrolysis technique would form species that are inaccessible via solution synthesis. 

Beyond the fusion of ZnTPyP, we concluded from the pyrolysis of ZnTAP and ZnBAP that the 

thermal fusion of multiple anthracenes was difficult to achieve and faced with issues of non-

liquefaction, sublimation and severe degradation of precursors. Finally, we succeeded in the thermal 

fusion of the mono anthracene, naphthalene and pyrene moieties of ZnSAP, ZnSNP, ZnSPP. 

Although the formation of by-products with addition and loss of a phenyl ring on the target product 

of fusion was observed by MS analysis, fused ZnSPP and fused ZnSAP were successfully isolated 

by SEC and characterized by HRMS and UV-Visible-NIR spectroscopy. Fused ZnSPP was 

characterized by 1H NMR spectrum and the fusion of ZnSAP has to be repeated to record a 

comprehensive 1H NMR spectrum. The purification of fused ZnSNP is still in progress in the group 

and its identity was confirmed by HRMS analysis. Finally, we removed zinc from the cavity of fused 

ZnSPP that led to the formation of the fused SPP which was characterized by absorption 

spectroscopy and MS spectrometry. Therefore, we demonstrated that after pyrolysis, an acid 

treatment can be used to successfully remove zinc from the cavity of porphyrins leading to π-extended 
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porphyrin without any metal or activating group on the PAH. 

An alternative strategy to afford π-extended porphyrins would be to perform the pyrolysis of 

precursors in gas phase via a technique called Flash Vacuum Pyrolysis (FVP).31,32 FVP operates under 

vacuum between 10-7-10-8 mbar and the apparatus is generally composed of a first oven used to 

sublime the precursors and a second in series to induce the thermal fusion. In comparison to the setup 

of pyrolysis developed in this study, the apparatus of the FVP technique allows an independent 

control of the two temperatures of sublimation and pyrolysis as well as the flow of precursors that are 

important assets to properly achieve the reaction of fusion. The thermal fusion of our precursors via 

FVP is currently under investigation in the group of the Professor Anna Chrostowska (IPREM) from 

the University of Pau and the first challenge is the control of sublimation of precursors.  
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This chapter is dedicated to the post-synthetic modification via Suzuki-Miyaura cross coupling 

reaction of the 5,10,15,20-tetrakis(10-bromoanthracen-9-yl)porphyrin (BrTAP) with additional 

substituted-phenyl and PAH moieties. 

 

In the first part, the reactivity of BrTAP was explored via Suzuki-Miyaura cross coupling reaction 

with PAH-boronic acids (anthracene, pyrene, naphthalene) and substituted-phenyl boronic acids 

(phenyl, p-nitrophenyl, p-tolyl and p-methoxyphenyl) in order to generate a series of original tetra-

anthracenylporphyrin-based molecules. 

In the second part, absorption, fluorescence and PLE measurements were conducted to characterize 

the optical properties of these original tetra-anthracenylporphyrin derivatives. 
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 Synthesis of anthracenylporphyrin derivatives 

Among the large collection of porphyrinic structures, only a few reports can be found in the literature 

about the synthesis of anthracenylporphyrin derivatives that can be related to an important synthetic 

challenge (see chapter II).1–4 TAP-containing reactive functions on the anthracenes were not reported 

so far and we decided to explore the reactivity of BrTAP via Suzuki-Miyaura cross coupling to 

generate a series of original tetra-anthracenyl porphyrin derivatives (Fig. IV-1).  

 

Fig. IV-1 General representation of the Suzuki-Miyaura cross coupling reaction on BrTAP. 

Amongst the variety of coupling reactions developed on porphyrins,5–7 we chose to apply Suzuki-

Miyaura coupling for three reasons: 

- to achieve exclusively heterocoupling reactions 

- because the reaction has been successfully applied to functionalize anthracene derivatives 

with phenyl and a variety of PAHs8–10 

- because a large number of aryl boronic acids are commercially available.  

The Suzuki-Miyaura coupling reactions on BrTAP were investigated with a series of boronic acids 

ranging from sterically bulky PAHs, 9-anthracenyl-, 1-pyrenyl-, 1-naphthylboronic acid and 

electronically rich vs poor phenyl derivatives, phenyl-, p-methoxyphenyl-, p-tolyl-, p-

nitrophenylboronic acids. The summary of the coupling reactions is presented in Table IV-1. 
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Entry R - Pd catalyst / T Yield (%) Label 

1 
 

Pd2dba3 / 85°C 69 TPAP 

2 
 

Pd2dba3 / 85°C 56 TMPAP 

3 
 

Pd2dba3 / 85°C 35 TMPAP 

4 
 

Pd2dba3 / 85°C a TNPAP 

5 
 

Pd(OAc)2 / 110°C b TNPAP 

6 

 

Pd2dba3 / 85°C 36 TNAP 

7 

 

Pd2dba3 / 85°C 28 TPyAP 

8 

 

Pd2dba3 / 85°C b TAAP 

9 

 

Pd(OAc)2 / 110°C c TAAP 

Table IV-1 Summary of the Suzuki-Miyaura coupling reactions performed on BrTAP with substituted-

phenyl- and PAH-boronic acids; a starting material, b complex mixture of partially coupled and debrominated 

products, c successive debromination of the starting material with no evidence of coupling products. 

We used as standard conditions, the conditions reported by the group of Schoefberger for the Suzuki-

Miyaura coupling on corrole derivatives with Pd2dba3 in the presence of SPhos and K3PO4 in degassed 

toluene at 85°C (condition 1).11 As suggested in the literature, multiple cross coupling reactions on 

porphyrins required longer reaction time than mono- or di-coupling reactions.12 We decided to 

perform the reactions under standard conditions for 48h because the progress of the reactions was 

monitored by TLC and showed no further advancement after this reaction time. When no coupling 
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products were detected by MS analysis after this period under condition 1, we changed the palladium 

catalyst for Pd(OAc)2 and increased the temperature up to 110°C (condition 2). 

Under condition 1, reactions with phenyl-, p-tolyl- and p-methoxyphenylboronic acids succeeded in 

coupling four times with BrTAP and reached the target formations of 5,10,15,20-tetrakis(10-

phenylanthracen-9-yl)porphyrin (TPAP, entry 1), 5,10,15,20-tetrakis(10-(p-tolyl)anthracen-9-

yl)porphyrin (TTAP, entry 2) and 5,10,15,20-tetrakis(10-(4-methoxyphenyl)anthracen-9-

yl)porphyrin (TMPAP, entry 3) as confirmed by HRMS analysis with the observation of isotopic 

signals at m/z 1318.5000, 1374.5577 and 1438.5428 respectively (Fig. IV-2). TPAP, TTAP and 

TMPAP were purified by chromatography column on silica gel using toluene/heptane with different 

ratios of solvents and recrystallisation from DCM/MeOH allowed the isolation of TPAP, TTAP and 

TMPAP respectively in 69%, 56% and 35% yields. In order to improve the yield, we increased the 

temperature of the reaction with p-methoxyphenylboronic acid to 110°C under condition 1 that led to 

the formation of a complex mixture, which was complicated to purify, of mono, bis, tris and 

tetracoupling products also containing debrominated species. 

 

Fig. IV-2 HRMS spectra of compounds a) TPAP; b) TTAP and; c) TMPAP. 

The reactions with p-nitrophenyl boronic acid under condition 1 led only to the detection by mass 

spectrometry of starting material with traces of debrominated derivatives (entry 4). Under condition 

2, the formation of a mixture of partially coupled and debrominated porphyrins also containing the 

target 5,10,15,20-tetrakis(10-(4-nitrophenyl)anthracen-9-yl)porphyrin TNPAP was observed by MS 

analysis (entry 5). Because of the formation of a complex mixture of porphyrins that was difficult to 

separate, TNPAP was not isolated. 

Concerning the coupling reactions with PAHs, 1-naphthalene- and 1-pyreneboronic acids were 

successfully coupled on BrTAP under condition 1 and the formation of 5,10,15,20-tetrakis(10-

(naphthalen-1-yl)anthracen-9-yl)porphyrin (TNAP, entry 6) and 5,10,15,20-tetrakis(10-(pyren-1-
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yl)anthracen-9-yl)porphyrin (TPyAP, entry 7) were confirmed by HRMS analysis with the 

observation of isotopic signatures at m/z 1518.5589 and 1814.6197 respectively (Fig. IV-3). After 

purifications with chromatography techniques and precipitation in MeOH, TNAP and TPyAP were 

respectively isolated in 36% and 28% yields.  

 

Fig. IV-3 HRMS spectra of compounds a) TNAP and; b) TPyAP. 

Under condition 1, the reaction between BrTAP and 9-anthracene boronic acid led to the formation 

of the tetra-coupled target compound 5,10,15,20-tetra([9,9'-bianthracen]-10-yl)porphyrin (TAAP) in 

a complex mixture of partially coupled and debrominated porphyrins (entry 8) detected by MS 

analysis (Fig. IV-4). Because of the complexity of the mixture, the target TAAP could not be isolated. 

When the reaction was performed at 110°C (condition 2), only debromination of the starting material 

with no evidences of coupling products were observed by MS  analysis (entry 9). 

 

Fig. IV-4 MS spectrum of the product of reaction between BrTAP and 9-anthracene boronic acid under 

condition 1. 
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As mentioned in the literature, the efficiency of the Suzuki-Miyaura coupling reaction depends on 

the electron donating/withdrawing behaviours of the aryl boronic acids.13,14 Generally, the presence 

of electron donating groups have a limited impact on the reactions; it was confirmed for TPAP and 

TTAP for which the yields are of ca. 69 and 56%, respectively. However, for TMPAP, the yield 

dropped to 35% yield and we noticed that TMPAP exhibited a very low solubility in all common 

solvents. We might think that the completion of the reaction was limited by the decrease of solubility 

during the formation of the polyadducts, which affected the yield of the reaction. This assumption 

was also supported by the fact that the reaction with p-methoxyphenylboronic acid gave higher 

amounts of bis- and tris-functionalised by-products compared to the other reactions. Increasing the 

reaction time and/or the temperature enhanced the dehalogenation process, recognized as a side 

reaction, and the formation of a complex mixture of partially coupled and debrominated porphyrins 

was observed. In addition, the presence of a strong electron withdrawing group (p-nitro) also induced 

a competition between the coupling reaction and the debromination process (entries 4 and 5). 

In the literature, it was reported that the yields of Suzuki-Miyaura coupling reactions between 

bromoanthracene and phenyl or more sterically hindered PAHs decreased with the steric hindrance. 

Indeed, the yield of the mono-coupling on bromoanthracene with phenylboronic acid reached 50-80% 

yield10,15 whereas it dropped to 65-75% for pyrenyl-,10,16 55% for naphthyl-,10 and to 20% for 

anthracenylboronic acids.9 We believe that the reactivity of the 9 position of the anthracene moiety 

would perturb the efficiency of the coupling reaction. In addition, the important steric hindrance in 

PAHs might limit the efficiency of the oxidative addition and/or the transmetallation and might thus 

lower the yield of the reaction. Finally, it appears that the process of dehalogenation limits the Suzuki-

Miyaura couplings on BrTAP. This side reaction is well-known in Suzuki-Miyaura coupling reported 

in the literature and depends to some extent on the substrates and the conditions used.17 In particular, 

it was suggested that the rate of the dehalogenation depended on the oxidative addition step of 

arylhalide.18 Considering the yields reported for mono-coupling reactions with bromoanthracene in 

the literature, the tetra-coupling on BrTAP with phenyl, pyrene and naphthalene derivatives gave 

reasonable yields (entries 1, 6, 7). 

TPAP, TTAP, TMPAP, TNAP and TPyAP were found to be slightly soluble in common solvents 

and were characterized by HRMS, UV-visible spectroscopy and 1H NMR in C2D2Cl4 at 333K (see 

Experimental part). However, we were not able to record comprehensive 13C NMR spectra. The 

following section is dedicated to the optical characterization of the compounds. 
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 Optical characterisation 

The optical properties of the porphyrin derivatives containing phenyl, naphthyl, anthracenyl moieties 

(TPAP, TNAP and TPyAP respectively) were studied by absorption and fluorescence spectroscopies 

(Fig. IV-5). 

 Absorption 

The absorption spectra of TPAP, TNAP and TPyAP exhibited the typical features of the free-base 

porphyrin (i.e. a Soret and four Q bands) and the anthracene moieties. In the spectra of TNAP and 

TPyAP, new absorption bands arising from the naphthalene and the pyrene moieties were discernible 

on the UV-Vis spectra (Fig. IV-5, b-c). The spectra of TPAP, TNAP and TPyAP did not present 

significant shifts of the absorption peaks compared to the free PAH and starting BrTAP and 

indicating that attaching the PAHs to the anthracenes did not affect the Franck-Condon states of these 

compounds and suggesting no significant charge transfer between subunits in the ground state. 

 Fluorescence 

The photoexcitation of TPAP and TNAP at either the maximum absorption of the external aromatic 

moieties, respectively phenyl (λmax = 250 nm) and naphthalene (λmax = 329 nm) or at the Soret of the 

porphyrin (λmax = 429 nm) led only to the observation of the fluorescence signals of the porphyrin at 

650 and 720 nm without the observation of the fluorescence of PAHs in the UV or near visible region 

(Fig. IV-5, a-b). In contrast, the photoexcitation of the pyrenyl units (λmax = 342 nm) of TPyAP led 

to the fluorescence of the porphyrin subunit and to a broad signal of fluorescence centred at 484 nm 

that was attributed to pyrene excimers as reported in the literature (Fig. IV-5, c).19,20 This pyrene 

excimer signal was likely due to interactions between pyrenes of neighbouring molecules in solution. 
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Fig. IV-5 Absorption and fluorescence spectra (respectively solid and dash lines) in DCM of a) TPAP (λexc 

= 250 nm); b) TNAP (λexc = 329 nm); c) TPyAP (λexc = 342 nm) superimposed with absorption of reference 

9-bromoanthracene (red solid lines) and references pyrene, naphthalene and toluene (blue solid lines). 

 Spectral overlaps and photoluminescence excitation 

The extinction of the luminescence of the photoexcited PAHs led us to consider the possibility of 

energy transfers between each moiety. Indeed, the energy transfer between anthracene moieties and 

the core of a porphyrin was observed by Sudha et al.21 and energy transfers in phenyl-anthracene (PA) 

or diphenyl-anthracene (DPA) systems were also reported in the literature.11,22,23 

In order to investigate the transition responsible for the emission at 720 nm, we first examined the 

spectral overlap of the absorption and emission signals of each subunits of the molecules and we 

observed that appreciable overlaps existed between each moiety (Fig. IV-6). 
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Fig. IV-6 Spectral overlap in DCM of the emission spectra (dash lines) of free external PAHs 

(toluene/naphthalene/pyrene, (blue) and anthracene (red)) and absorption spectrum (solid lines) of 

anthracene (red) and a) TPAP; b) TNAP and; c) TPyAP (black). 

We recorded the photoluminescence excitation (PLE) spectra of TPAP, TNAP and TPyAP for the 

emission at 720 nm (Fig. IV-7). Similar spectra were found when the emission at 660 nm was 

monitored. The superimposition of PLE with the absorption spectra of each subunit (blue for the 

external PAH, red for the anthracene moiety and black for the porphyrin core), allowed the 

identification of the fingerprints of each molecule substituents with different intensities according to 

the different participations to the luminescence and confirmed the connection of intrinsic energy 

levels between the moieties. 
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Fig. IV-7 PLE spectra (black solid lines, λexc = 720 nm) in DCM of a) TPAP; b) TNAP; c) TPyAP; 

superimposed with the absorption spectra (dash lines) of reference external PAHs 

(toluene/naphthalene/pyrene, blue), 9-bromoanthracene (red) and corresponding TPAP, TNAP, TPyAP 

(black). 

 Density Functional Therory calculations 

Density Functional Theory (DFT) calculations were performed on TPAP, TNAP and TPyAP to 

visualize the localization of the electronic density and get insight on the possible energy transfers. 

The DFT calculations were carried out by Yannick. J. Dappe (SPEC) from the CEA-Saclay. For each 

molecule, the geometry was optimized at 0 K until the forces went below 0.1 eV/Å and the 

isoelectronic density of states (isodos) were calculated at energies corresponding to HOMO-1, 

HOMO, LUMO and LUMO+1. These isodos are presented in Fig. IV-8 with the corresponding 
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atomic structure for each molecule. The atomic structures clearly showed a perpendicular geometry 

between the external PAHs and the anthracene subunits and between the anthracene subunits and the 

porphyrin core with angles close to 90°. Consequently, one can observe in the isodos an important 

localization of the electronic density in the porphyrin core only. Hence, the perpendicular geometry 

suggested that there was no electronic delocalization between each part of the molecules, making 

those independent constituents, which is in agreement with the definition of supramolecular entities 

proposed by Balzani.24 

All of these arguments regarding the quenching of PAH luminescence, overlapping, PLE and DFT 

calculations suggested independent behaviors of subunits making possible an energy transfer from 

the external PAH moieties to the porphyrin core of TPAP, TNAP and TPyAP. However, only 

transient absorption/emission spectroscopy would definitely confirm this hypothesis. 

  

Fig. IV-8 Optimized geometry and HOMOs and LUMOs of compounds a) TPAP; b) TNAP and; c) TPyAP. 
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 Conclusion and perspectives 

To conclude, we demonstrated that the four anthracenes at the periphery of BrTAP can be 

successfully functionalized via Suzuki-Miyaura cross coupling reactions with phenyl-, tolyl-, p-

methoxyphenyl-, napthyl- and pyrenyl boronic acids to generate a series of original tetra-anthracenyl 

porphyrin-based molecules respectively called TPAP, TTAP, TMPAP, TNAP, TPyAP. The 

coupling reactions with p-nitrophenyl- and anthracenyl boronic acids formed 

tetranitrophenylanthracenylporphyrin (TNPAP) and tetrabisanthracenylporphyrin (TAAP) that were 

detected by mass spectrometry in mixtures containing a variety of coupling products and 

debrominated species. Because of the complexity of the mixtures, TNPAP and TAAP could not be 

separated. The optical properties of the tetra-anthracenyl porphyrin derivatives with phenyls (TPAP), 

napthyls (TNAP) and pyrenyl subunits (TPyAP) were investigated. The emission spectra of TPAP, 

TNAP and TPyAP showed almost exclusively the fluorescence of the porphyrin core in the visible 

region with the extinction of the fluorescence of the PAHs in the UV or near visible regions, except 

for TPyAP, in which the emission of a pyrene exciplex was discernable.  Arguments regarding the 

quenching of the luminescence of PAHs, the absorption and emission overlaps, the PLE and DFT 

calculations are in agreement with the hypothesis of energy transfer from the external PAHs to the 

porphyrin core. However, only transient absorption/emission spectroscopy would definitely confirm 

this hypothesis. 

Finally, we showed that BrTAP constitutes a valuable scaffold for the fabrication of functional 

derivatives that may open the way toward the use of tetra-anthracenyl porphyrins as a versatile 

building block for the construction of more complex structures. We can imagine testing the reactivity 

of BrTAP via other types of coupling reactions and we tried to form a MOF by the polymerisation 

of BrTAP via a Yamamoto-type Ullmann coupling reaction. Unfortunately, we only observed the 

debromination of the starting material in the mass spectrum and we supposed that the size of 

anthracene moieties prevented the coupling reaction between each other. As an alternative, we can 

imagine that a Sonogashira coupling reaction would convert the bromine atoms of BrTAP into 

alkynes to allow the use of chemical reactions developed on triple bonds and generate other 

supramolecular species containing TAP derivatives. 
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In this manuscript, we showed that porphyrins are a class of compounds particularly suitable as 

molecular building blocks for the fabrication of supramolecular assemblies. On the other hand, the 

modification of the optical properties of porphyrins was also presented by the formation of π-extended 

porphyrins with exceptional optical properties in NIR region. These π-extended porphyrins are 

formed in literature by the fusion of PAHs substituted on their meso-positions via the Scholl reaction. 

The fabrication and control of dopant in atomically precise nanostructures of graphene like GQDs, 

GNRs and GNMs is a hot topic of research that aims to control the optoelectronic properties and 

particularly the bandgap opening of the nanomaterials. In this context, porphyrin derivatives with a 

controlled content of nitrogen are attractive compounds that can be used either as building blocks for 

the bottom-up fabrication of nitrogen-doped GNRs and GNMs or as nitrogen-doped GQDs by the 

formation of π-extended porphyrins. Considering that a variety of metals can be inserted into the 

cavity of porphyrins, metallo-porphyrins are also appealing compounds to form graphene-like 

nanostructures and can potentially introduce new redox, magnetic and optoelectronic properties. 

During this Ph.D., we developed a series of halogenated anthracenylporphyrin-based building blocks 

and investigated their assemblies on surface. We also studied the fusion of meso-substituted 

anthracenyl-, pyrenyl- and naphthylporphyrins via pyrolysis to achieve the formation of π-extended 

porphyrin by a method other than the restrictive Scholl reaction in solution. 

In chapter II, we reported on the synthesis of halogenated anthracenylporphyrin-based building blocks 

we called BrTAP, ClTAP, ITAP, BrDTAP and BrBAP. Although BrTAP, ClTAP and BrBAP 

were successfully isolated and characterized with common analytical tools and we found that ITAP 

was unfortunately unstable at ambient conditions. We also succeeded in the synthesis of BrDTAP 

and its characterization by 1H NMR is still in progress in our group to confirm the structure of the 

product. We investigated the deposition of BrTAP on different surfaces with direct visualization of 

assemblies using STM. In most cases, a strong intermolecular interaction due to π-stacking between 

twisted anthracenes led to 1D organizations with edge-on configuration of porphyrins on the surface. 

Only the deposition of BrTAP on Pd (111) led to the formation of a 2D organization with flat-lying 

adsorption; however, during annealing and debromination, the phase was modified and the edge-on 

configuration was restored. The study of deposition of BrBAP on Cu (110) and Cu (111) at r.t did 

not lead to stable adsorption of precursors and the deposition at 250°C and 400°C led to the formation 

of assemblies with undefined orientations. We explained the results by a low molecule-substrate 

interaction of the surfaces of Cu at r.t and to the strong reactivity at high temperatures that did not 

allowed a sequential control of the surface-assisted reactions. 

In chapter III, a series of porphyrins substituted in meso-position with naphthalene (ZnSNP), pyrene 

(ZnSPP and ZnTPyP) and anthracene (ZnSAP, ZnBAP and ZnTAP) were synthetised and used as 
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precursors to investigate the formation of π-extended porphyrin via the method of pyrolysis. An 

experimental setup for the pyrolysis was designed and validated by reproduction of the fusion of 

ZnTPyP. We concluded from the pyrolysis of ZnTAP and ZnBAP that the multiple fusion of 

anthracenes was difficult to achieve and faced with issues of non-liquefaction, sublimation and severe 

degradation of the precursors. We succeeded in the thermal fusions at 510-515°C of the mono-

anthracene, naphthalene and pyrene moieties of ZnSAP, ZnSNP, ZnSPP. Fused ZnSPP and fused 

ZnSAP were successfully isolated and the purification of fused ZnSNP was found to be more 

complicated because of the small differences between the fused naphthylporphyrin and its derivatives. 

In addition, we were able to remove zinc from the cavity of fused ZnSPP using an acid treatment 

and afforded fused SPP as π-extended porphyrin without the presence of any metals or activating 

groups on the PAH moiety. As an alternative, we believe that the formation of π-extended porphyrins 

could be achieved by the thermal fusion of precursors in gas phase via the method of Flash Vacuum 

Pyrolysis (FVP) with the control of the two temperatures of sublimation and pyrolysis independently, 

and of the flow of precursors in the apparatus. 

In chapter IV, we demonstrated that the four anthracenes at the periphery of BrTAP can be 

successfully functionalized via Suzuki-Miyaura cross coupling reactions with phenyl-, tolyl-, p-

methoxyphenyl-, napthyl- and pyrenyl boronic acids to generate a series of original tetra-anthracenyl 

porphyrin-based molecules respectively called TPAP, TTAP, TMPAP, TNAP, TPyAP. The 

coupling-reactions with p-nitrophenyl- and anthracenyl boronic acids formed 

tetranitrophenylanthracenylporphyrin (TNPAP) and tetrabisanthracenylporphyrin (TAAP) that were 

detected by mass spectrometry in mixtures containing variety of coupling products and debrominated 

species. Because of the complexity of the mixtures, TNPAP and TAAP could not be separated. The 

optical characterizations of the tetra-anthracenyl porphyrin derivatives with phenyls (TPAP), 

napthyls (TNAP) and pyrenyl subunits (TPyAP) were investigated. We noticed that the emission 

spectra of TPAP, TNAP and TPyAP showed almost exclusively the fluorescence of the porphyrin 

core in the visible region with the extinction of the fluorescence of the PAHs in the UV or near visible 

regions, excepted for TPyAP in which the emission of a pyrene exciplex was discernable. Arguments 

regarding the quenching of the luminescence of PAHs, the absorption and emission overlaps, the PLE 

and DFT calculations are in agreement with the hypothesis of energy transfer from the external PAHs 

to the porphyrin core. However, only transient absorption/emission spectroscopy would definitely 

confirm this hypothesis. Finally, we showed that BrTAP constitutes a valuable scaffold for the 

fabrication of functional derivatives that may open the way toward the use of tetra-anthracenyl 

porphyrins as a versatile building block for the construction of more complex structures. We can 

imagine testing the reactivity of BrTAP via other types of coupling reactions. We tested the 
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polymerisation of BrTAP via Yamamoto-type Ullmann coupling that only led to the debromination 

of the starting material detected on the mass spectrum. The large size of the anthracene moiety and 

its low reactivity were supposed to limit the coupling reaction. As an alternative, we can imagine that 

Sonogashira coupling reaction would convert the bromine atoms of BrTAP into alkynes to allow the 

use of chemical reactions developed on triple bonds and generate other supramolecular species 

containing TAP derivatives. 

For the future, we strongly believe that the study of deposition of BrDTAP on a surface would lead 

to a completely different assembly because of the perturbation of the intermolecular interactions due 

to the additional row of anthracenes on the porphyrin-based building block. Indeed, according to the 

calculated structure of BrDTAP (Fig. II-35, a), the two rows of anthracene were almost perpendicular 

to each other. This orientation could severely perturb the π-stacking interaction. On the other hand, 

the second row of anthracene was nearly parallel to the macrocyclic plane of the porphyrin and could 

favour a flat-lying absorption with substrates. This perpendicular arrangement between two bonded 

anthracenes was exploited by the groups of Mullen and Fasel to afford the desired adsorption of 

DBBA on Au (111) and to successfully form the first GNR synthesised via a bottom-up approach on 

a surface (see ref 31, chapter II).  

 

Fig. V-1 a) Calculated 3D model of BrDTAP; b) chemical structure and illustration of the perpendicular 

arrangement the two adjacent anthracenes of DBBA on surface. 

Considering that no study related to the cyclodehydrogenation on surface of PAHs on porphyrins 

have been reported so far, it would be interesting to study the deposition of ClTAP on Pd (111) to 

investigate the cyclodehydrogenation reaction between anthracenes and porphyrins by reversing the 

sequential dehalogenation and cyclodehydrogenation temperatures. By replacing bromines by 

chlorines, Jacobse et al. (see ref 29, chapter II) found that the intramolecular cyclodehydrogenation 

of 10,10’-dichloro-9,9’-bianthryl (DCBA) occurred at a lower temperature than that required for the 

dehalogenative polymerisation and led to disordered polybisanthracene (Fig. V-2). Because we 

observed a flat-lying adsorption of BrTAP on Pd (111), we strongly think that ClTAP will be 

a) b)

DBBA

BrDTAP
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adsorbed in a similar way on Pd (111) and the study of its deposition may allow the investigation of 

the cyclodehydrogenation between anthracenes and porphyrins if the cyclodehydrogenation occurs 

prior to the polymerisation on the surface. 

 

Fig. V-2 Illustration of the formation of polybisanthracenes achieved by “on-surface” synthesis of 10,10’-

dichloro-9,9’-bianthryl (DCBA) on Au (111). The resulting polymer was disordered because of the inversion 

of the activation temperature of dehalogenation and cyclodehydrogenation reactions. 

In addition, it would be interesting to investigate the deposition of BrBAP at r.t on Pd (111) to achieve 

the formation of GNR-1 on the surface. The high reactivity of the surface of Pd (111) is expected to 

enhance the interaction between BrBAP and the substrate, and could potentially lead to a stable 

adsorption of precursors at r.t.  Subsequent annealing the surface would allow the sequential 

activation of surface-assisted reactions leading to the formation of controlled structures on the surface. 

To expand the concept of the additional row of anthracenes on porphyrin-based building blocks, we 

can also imagine using the structure of 5,15-bis(10'-bromo-[9,9'-bianthracen]-10-yl)-10,20-

diphenylporphyrin (BrDBAP), which can be seen as an extended version of BrBAP, to achieve the 

formation of GNR-2 on surface with a decrease of nitrogen content (Fig. V-3). A comparative study 

of the electronic properties of GNR-1 and GNR-2 would provide a reliable comprehension of the 

impact of nitrogen doping. 

 

Fig. V-3 Structure of nitrogen-doped GNR-2 (right) from the on-surface synthesis of 5,15-bis(10'-bromo-

[9,9'-bianthracen]-10-yl)-10,20-diphenylporphyrin (BrDBAP, left).  

Dehalogenative
polymerization

nitrogen-doped GNR-2

On-surface

synthesis

BrDBAP
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Finally, apart from porphyrins, we imagined the structures of the polyphenylene derivatives P1 and 

P2 that could be used as symmetric building blocks to form on surface GNM-3 and its structurally 

analogue nitrogen-doped GNM-4 (Fig. V-4). The study of these two GNMs that only differ from the 

presence of nitrogen in structures would provide a reliable comprehension of the impact of the 

chemical variation on the electronic properties of GNMs. 

 

Fig. V-4 Structures of purely carbon based doped GNM-3 and nitrogen-doped GNM-4 formed by on-surface 

synthesis from precursors P1 and P2 respectively. 
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 Material and methods 

NMR spectra of synthetic products below were recorded on a Bruker Ascend 400’54 with the 

exception of BrTAP, TPAP, TPyAP, TNAP, TTAP for which spectra were recorded on a Bruker 

Avance 400 and ZnBrTAP and TMPAP which were recorded on a Bruker Avance 500. HRMS and 

MS, MALDI-TOF spectra were recorded on a Bruker Ultraflextreme. Only HRMS of ZnBrTAP, 

ESI-QTOF was recorded on a Bruker maXis. UV/Vis measurements were performed using a Perkin 

Elmer Lambda 900 spectrometer. HPLC chromatograms were recorded on Thermo Fisher Spectra 

System P4000 with Thermo Scientific column Hypersil Gold Silica (100 x 4.6 mm). 

ThermoGravimetric Analysis (TGA) were performed on TA Instrument TGA Q50. Thin layer 

chromatography (TLC) was performed on silica gel 60 F254 (Merck) precoated aluminium sheets. 

Column chromatography was performed on Merck silica gel 60 (0.063-0.200 mm). Solvents and 

chemicals were purchased from Carlo Erba and Sigma-Aldrich or TCI-Europe. 5,15-

Diphenylporphyrin and 5-bromo-10,15,20-triphenylporphyrin were purchased from Porphychem and 

unless stated otherwise, used without further purification. Diethyl ether and CHCl3 were dried over 

CaH2 and P2O5 respectively and distilled under argon. Unless stated otherwise, reactions were 

performed under an atmosphere of dry argon. 
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 Anthracenylporphyrins based building blocks 

5,10,15,20-tetrakis(10-bromoanthracen-9-yl)porphyrin (BrTAP) 

 

BrTAP was prepared by modification of literature procedure.1 To a solution of 9,10-

dibromoanthracene (6.0 g, 17.85 mmol) in dry diethyl ether (28 mL) was added n-butyllithium (2 M 

in hexane, 9 mL, 18 mmol) and the mixture was stirred at room temperature for 30 min. Then, a 

solution of pyrrole-2-carboxaldehyde (846 mg, 8.59 mmol) in diethyl ether (7 mL) was added and 

the mixture was stirred at r.t for 1 h. The deep red mixture was poured into a cold and saturated 

solution of NH4Cl (60 mL). The organic phase was separated, washed with water (3 x 30 mL) and 

dried over Na2SO4 before the solvent was removed under vacuum. The intermediary crude product 

was directly introduced into a boiling solution of propionic acid (50 mL), stirred for 3h at 140°C and 

allowed to cool overnight. At the end of the reaction, the thick black mixture was filtered over paper 

filter and washed with MeOH until the elution of a clear solution. The collected precipitate was 

poured into MeOH (500 mL), sonicated for 2 min and filtered again. This process was repeated twice 

to remove the major part of polymeric side products. Then the latter precipitate was purified on a 

large silica column eluted with CH2Cl2 to collect the very first orange-red fraction. The solvent was 

removed and final product was recrystallised from CH2Cl2/MeOH to afford violet crystals as pure 

compound (BrTAP) (430 mg, 15% with respect to pyrrole-2-carboxaldehyde). 1H NMR (400 MHz, 

(CDCl2)2): δ 8.80-8.77 (m, 8H, 4,5-anthracenyls), 8.11 (s, 8H, β-pyrroles), 7.60-7.57 (m, 8H, 3,6-

anthracenyls), 7.30-7.28 (m, 8H, 1,8-anthracenyls), 7.12-7.08 (m, 8H, 2,7-anthracenyls), -1.77 (s, 2H, 

HNH). 13C NMR (125 MHz, (CDCl2)2): δ 156.85, 135.85, 135.65, 134.97, 131.54, 131.5, 129.67, 

129.14, 127.58, 126.74, 125.89, 125.20, 124.64, 124.28, 115.64. UV/Vis (CH2Cl2): λmax (log ϵmax) = 

252 (5.47), 258 (5.45), 355 (4.56), 382 (4.67), 429 (5.33), 519 (4.41), 549 (3.99), 591 (4.01), 658 nm 

(3.96). HRMS (MALDI - TOF) m/z [M]+ calcd for C76H42Br4N4 1326.0137, found: 1326.0136. 
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[5,10,15,20-tetrakis(10-bromoanthracen-9-yl)porphyrinato]zinc(II) (ZnBrTAP) 

 

Zinc insertion reaction was achieved by modification of a literature procedure2 with BrTAP (20 mg, 

0.01 mmol, 1 eq) in non-distilled toluene (50 mL), Zn(acac)2.x H2O (12 mg, 0.04 mmol, 4 eq), at 

reflux overnight. Recrystallisation from CH2Cl2/MeOH afforded violet-pink powder as pure target 

ZnBrTAP (16 mg, 76%). 1H NMR (500 MHz, (CDCl2)2): δ 8.80-8.77 (m, 8H, anthracenyls), 8.15 (s, 

8H, β-pyrroles), 7.99-7.96 (m, 8H, anthracenyls), 7.30-7.20 (m, 8H, anthracenyls), 7.10-7.07 (m, 8H, 

anthracenyls). 13C NMR (125 MHz, (CDCl2)2): δ 151.25, 136.86, 135.67, 132.26, 131.08, 129.64, 

129.20, 127.55, 126.65, 125.72, 123.86, 120.58, 120.48, 116.25, 113.07. UV/Vis (CH2Cl2): λmax (log 

ϵmax) = 252 (5.56), 345 (4.46), 364 (4.39), 435 (5.48), 554 (4.43), 629 nm (3.64). HRMS (MALDI-

TOF) m/z [M]+ calcd for C76H40Br4N4Zn 1388.9351, found: 1388.9331. 

 

9,10-diiodoanthracene 

 

9,10-Diiodoanthracene was prepared following the literature procedure.3 9,10-dibromoanthracene 

(3.0 g, 8.9 mmol, 1 eq) in dry Et2O (30 mL), n-BuLi (9.25 mL, 23.14 mmol, 2 M, 2.6 eq), I2 (7.5 g, 

29.5 mmol, 3.37 eq). Recrystallisation from CCl4 afforded yellow needles as target product (1.8 g, 

47%). 1H NMR (400 MHz, (CDCl3)): δ 11.49 (s, 1H), 8.59-8.52 (m, 4H), 7.65-7.58 (m, 4H). MS 

(MALDI - TOF) m/z [M]+ calcd for C14H8I2 429.87, found: 429.87. 
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5,10,15,20-tetrakis(10-iodoanthracen-9-yl)porphyrin (ITAP) 

 

ITAP was prepared following the protocol developed for the preparation of BrTAP4 from 9,10-

diiodoanthracene (2.0 g, 4.65 mmol, 2 eq), pyrrole-2-carboxaldehyde (221 mg, 2.32 mmol, 1 eq), n-

BuLi (2.4 mL, 4.74 mmol, 2 M, 2.04 eq) in Et2O (13 mL). The mixture was in addition purified on 

silica column with toluene/heptane (1:1, v/v) and violet crystals corresponding to ITAP (5 mg, 0.6%) 

were afforded after precipitation in MeOH. Unfortunately after only one night of drying under 

vacuum, degradation of the molecule by successive deiodination was observed by 1H NMR. This 

degradation was confirmed by the multiplication of signals in the 1H NMR spectrum after forcing the 

degradation by heating the molecule at 50°C under vacuum for 2h. This degradation was confirmed 

by MS with observation of peaks corresponded to the loss of one and two iodines. UV/Vis (CH2Cl2): 

λmax (log ϵmax) = 252 (5.26), 367(4.28), 386 (4.39), 428 (4.98), 518 (4.12), 551 (3.75), 591 (3.73), 648 

nm (3.43). HRMS (MALDI - TOF) m/z [M]+ calcd for C76H42I4N4 1517.9583, found: 1517.9583. 

 

9-bromo-10-chloroanthracene 

 

Bromination of 9-chloroanthracene was achieved by following the literature procedure.5 9-

chloroanthracene (4.0 g, 18.8 mmol, 1 eq) in CH2Cl2 (60 mL), Br2 (1.55 mL, 30.1 mmol, 1.6 eq) in 

CH2Cl2 (20 mL). Recrystallisation from CH2Cl2 afforded yellow needles as target product after 

filtration (1.84 g, 33%). 1H NMR (400 MHz, (CDCl3)): δ 8.65-8.51 (m, 4H), 7.69-7.60 (m, 4H). MS 

(MALDI - TOF) m/z [M]+ calcd for C14H8BrCl 289.95, found: 289.95. 
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5,10,15,20-tetrakis(10-chloroanthracen-9-yl)porphyrin (ClTAP) 

 

ClTAP was prepared following the protocol developed for the preparation of BrTAP,4 from 9-

bromo-10-chloroanthracene (800 mg, 2.74 mmol, 2 eq), pyrrole-2-carboxaldehyde (131 mg, 1.37 

mmol, 1 eq), n-BuLi (1.4 mL, 2.80 mmol, 2 M, 2.04 eq) in Et2O (12 mL). The mixture was in addition 

purified on a silica column with toluene/heptane (1:1, v/v) and violet crystals corresponding to 

ClTAP (30 mg, 8%) were afforded after precipitation in MeOH. 1H NMR (400 MHz, (CDCl2)2): δ 

8.84-8.70 (m, 8H, 4,5-anthracenyls), 8.11 (s, 8H, β-pyrroles), 7.64-7.54 (m, 8H, 3,6-anthracenyls), 

7.35-7.25 (m, 8H, 1,8-anthracenyls), 7.16-7.06 (m, 8H, 2,7-anthracenyls), -1.77 (s, 2H, HNH). 13C 

NMR (100 MHz, (CDCl2)2, 553K): δ 135.40, 130.12, 129.51, 129.00, 128.90, 128.07, 127.98, 126.30, 

125.86, 124.58, 115.55. UV/Vis (CH2Cl2): λmax (log ϵmax) = 251 (5.17), 313 (3.71), 363 (4.11), 428 

(5.03), 519 (4.00), 551 (3.28), 592 (3.48), 648 nm (2.73). HRMS (MALDI - TOF) m/z [M]+ calcd for 

C76H42Cl4N4 1150.2158, found: 1150.2159. 
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5,10,15,20-tetrakis(10'-bromo-[9,9'-bianthracen]-10-yl)porphyrin (BrDTAP) 

 

To an orange suspension of 10,10’-dibromo-9,9’-bianthracene (DBBA) (3.0 g, 17.85 mmol) in a 

mixture of anhydrous THF (30 mL) and dry Et2O (30mL) was added n-butyllithium (2 M in hexane, 

9 mL, 18 mmol) and the mixture was stirred at r.t for 30 min. Then, a solution of pyrrole-2-

carboxaldehyde (846 mg, 8.59 mmol) in dry Et2O (3 mL) was added and a red solution quickly formed 

and was stirred at r.t for 1 h. The resulting brown mixture was poured into a cold, saturated solution 

of NH4Cl (50 mL). The organic phase was separated, washed with water (3 x 30 mL) and dried over 

Na2SO4 before the solvent was removed under vacuum. The intermediary crude product was directly 

introduced into a boiling solution of propionic acid (50 mL), stirred for 3h at 140°C and allowed to 

cool overnight. At the end of the reaction, the black thick mixture was filtered over filter paper and 

washed with MeOH until the filtrate was a clear solution. The collected precipitate was poured into 

MeOH (500 mL), sonicated for 2 min and filtered again. This process was repeated twice to remove 

the major part of polymeric side products. Then the precipitate was purified on large silica column 

eluted with CH2Cl2 and the first fraction was collected. DBBA and derivatives were removed using 

silica column eluted with toluene/heptane (1:1, v/v) or SEC in toluene. The red dark fraction collected 

contained a mixture of target BrDTAP, its corresponding pentamer and debrominated by-products. 

The crude mixture was purified by a silica column using CS2/CH2Cl2 (9:1) to collect the first green 

fraction. The solvent was removed and final product was recrystallised from CH2Cl2/MeOH to afford 

a green powder as target compound (BrDTAP) (2 mg, traces). UV/Vis (CH2Cl2): λmax = 343, 345, 

406, 430, 524, 567, 613, 648 nm. HRMS (MALDI - TOF) m/z [M]+ calcd for C132H74Br4N4 2030.2641, 

found: 2030.2616. 
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10-bromoanthracene-9-carbaldehyde 

 

Bromination of 9-anthracenecarbaldehyde was achieved by modification of a literature procedure.6 

To a yellow solution of 9-anthracenecarbaldehyde (4.0 g, 19.36 mmol, 1 eq) in CH2Cl2 was added 

dropwise a solution of Br2 (1.6 mL, 31.12 mmol, 1.6 eq) in CH2Cl2. The resulted brown mixture was 

stirred at r.t for 8 h and finally quenched by addition of a saturated solution of Na2S2O3 (50 mL). The 

yellow organic phase was separated, treated with aqueous solution of 1 M Na2CO3 (50 mL), washed 

with water (3 x 30 mL) and dried over Na2SO4 before the solvent was removed under vacuum. The 

yellow paste was recrystallised from toluene/cyclohexane (3:1) to give the target product as yellow 

needles after filtration (3.58 g, 65%). 1H NMR (400 MHz, (CDCl3)): δ 11.49 (s, 1H), 8.90-8.87 (m, 

4H), 8.69-8.66 (m, 4H). MS (MALDI - TOF) m/z [M]+ calcd for C15H9BrO 283.98, found: 283.96. 
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5,15-bis(10-bromoanthracen-9-yl)-10,20-diphenylporphyrin (BrBAP) 

 

To a stirred, degassed mixture of 10-bromoanthracene-6-carbaldehyde (1.0 g, 3.51 mmol, 1 eq) in 

distilled pyrrole (40 mL) and non-stabilized CH2Cl2 (20 mL), was added at r.t a catalytic amount of 

trifluoroacetic acid (30 µL, 0.4 mmol, 0.1 eq).  The initial yellow solution turned quickly green then 

dark-red over the reaction time. After 15 min, CH2Cl2 was added to dilute the dark red mixture, which 

was further treated with an aqueous solution of 0.1 M NaOH (50 mL). The organic phase was 

separated, washed with water (3 x 30 mL) and dried over Na2SO4 before CH2Cl2 and excess pyrrole 

were removed under vacuum. The resulting residue was partially purified by loading onto a silica 

plug eluted with CH2Cl2/Et3N (99:1) to give a crude dipyrromethane after evaporation of solvents of 

the first orange-red fraction. To a stirred and preliminary degassed solution of crude dipyrromethane 

and formaldehyde (0.25 mL, 2.49 mmol) in non-stabilized CH2Cl2 (280 mL), was added 

trifluoroacetic acid (0.38 mL, 4.98 mmol). After 2.5h, DDQ (700 mg, 3.08 mmol) was added and the 

mixture was refluxed for an additional hour. At the end of the reaction, the entire mixture was passed 

through a pad of alumina eluted with CH2Cl2 until the complete collection of the first dark-orange 

fraction. The solvent was removed under vacuum and the crude mixture was purified by silica 

chromatography with toluene/heptane (1:1 to 2:1). After evaporation of solvents from the green-violet 

fraction, violet crystals were afforded after recrystallisation from CH2Cl2/MeOH (105 mg, 0.11 mmol, 

6% for the both steps). 1H NMR (400 MHz, (CDCl2)2): δ 8.96-8.66 (m, 8H), 8.49 (d, 2H, J=4.76 Hz), 

8.28 (d, 2H, J=4.88 Hz), 8.19 (d, 4H, J=4.8Hz), 8.07 (d, 2H, J=4.2 Hz), 7.75-7.58 (m, 8H), 7.33 (d, 

2H, J=8.56 Hz), 7.19 (d, 2H, J=8.92 Hz), 7.15-.7.05 (m, 4H), -2.27 (s, 2H). UV/Vis (CH2Cl2): λmax 

(log ϵmax) = 366 (4.30), 426 (5.17), 518 (4.09), 550 (3.72), 596 (3.60), 656 nm (4.10). HRMS (MALDI 

- TOF) m/z [M]+ calcd for C60H36Br2N4 970.1301, found: 970.1297. 
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 Precursors of pyrolysis experiments 

5,10,15,20-tetra(anthracen-9-yl)porphyrin (TAP) 

 

TAP was prepared by following the literature procedure,1 starting from 9-bromoanthracene (5.0 g, 

19.46 mmol, 1 eq), pyrrole-2-carboxaldehyde (925 mg, 9.7 mmol, 1 eq) and n-BuLi (10 mL, 20.0 

mmol, 2 M, 2.04 eq), Et2O (12 mL). Cyclotetramerized in propionic acid (50 mL) at 140°C for 3h 

and allowed to cool overnight. After purification, violet crystals of TAP were afforded (95 mg, 4% 

with respect to pyrrole-2-carboxaldehyde). 1H NMR (400 MHz, (CDCl2)2): δ 8.89 (s, 4H, 

anthracenyl), 8.34-8.18 (m, 8H, anthracenyl), 8.12 (s, 8H, β-pyrroles), 7.51-7.40 (m, 8H, anthracenyl), 

7.32-7.24 (m, 8H, anthracenyl), 7.15-7.02 (m, 8H, anthracenyl), -1.74 (s, 2H, HNH). UV/Vis (CH2Cl2): 

λmax (log ϵmax) = 255 (5.54), 258 (5.45), 354 (4.49), 375 (4.57), 426 (5.22), 519 (4.32), 548 (3.91), 

592 (3.89), 657 nm (3.76). MS (MALDI - TOF) m/z [M]+ calcd for C76H46N4 1014.37, found: 1014.34. 

 

[5,10,15,20-tetra(anthracen-9-yl)porphyrinato]zinc(II) (ZnTAP) 

 

Zinc insertion was achieved by modification of literature procedure2 with TAP (30 mg, 0.03 mmol, 

1 eq) in CH2Cl2 (100 mL), Zn(acac)2.x H2O (23 mg, 0.09 mmol, 3 eq), at reflux overnight. 

Recrystallisation from CH2Cl2/MeOH afforded pink powder as pure target ZnTAP (26 mg, 81%). 1H 

NMR (400 MHz, (CDCl2)2): δ 8.87 (s, 4H, 10-anthracenyls), 8.28-8.23 (m, 8H, 4,5-anthracenyls), 

8.17 (s, 8H, β-pyrroles), 7.48-7.41 (m, 8H, 3,6-anthracenyl H), 7.26-7.20 (m, 8H, 1,8-anthracenyls), 

7.02-7.02 (m, 8H, 2,7-anthracenyls). λmax (log ϵmax) = 248 (5.14), 352 (3.95), 429 (5.00), 516 nm 

(3.52), 552 (3.98). MS (MALDI-TOF) m/z [M]+ calcd for C76H44N4Zn 1076.29, found: 1076.28. 
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5,10,15,20-tetra(pyren-1-yl)porphyrin (TPyP) 

 

TPyP was prepared following the literature procedure.7 Starting from pyren-1-carboxaldehyde (4.0 

g, 17.37 mmol, 1 eq), distilled pyrrole (1.20 mL, 17.37 mmol, 1 eq), propionic acid (100 mL). 

Recrystallisation from CH2Cl2/MeOH afforded TPyP as violet crystals (581 mg, 12%). 1H NMR (400 

MHz, (CDCl3)): δ 8.87-8.71 (m, 4H), 8.49-8.34 (m, 12H), 8.34-8.20 (m, 12H), 8.09-7.96 (m, 8H), 

7.73-7.46 (m, 8H), -1.92 (s, 2H, HNH). UV/Vis (CH2Cl2): λmax (log ϵmax) = 236 (5.06), 243 (5.20), 265 

(4.85), 275 (4.98), 326 (4.75), 338 (4.8), 432 (5.26), 520 (4.23), 555 (3.89), 593 (3.79), 652 nm (3.59). 

MS (MALDI - TOF) m/z [M]+ calcd for C84H46N4 1010.37, found: 1010.37. 

 

[5,10,15,20-tetra(pyren-1-yl)porphyrinato]zinc (II) (ZnTPyP) 

 

Zinc insertion reaction was achieved by modification of literature procedure2 with TPyP (150 mg, 

0.15 mmol, 1 eq) in non-distilled CH2Cl2 (100 mL), Zn(OAc)2.2 H2O (82 mg, 0.45 mmol, 3 eq), at 

reflux for 1h. Recrystallisation from CH2Cl2/MeOH afforded violet-pink powder as pure target 

ZnTPyP (120 mg, 76%). 1H NMR (400 MHz, (CDCl2)2): δ 9.01-8.81 (m, 4H), 8.58-8.48 (m, 12H), 

8.42-8.26 (m, 12H), 8.16-8.02 (m, 8H), 7.82-7.70 m, 4H), 7.69-7.45 (m, 4H). UV/Vis (CH2Cl2): λmax 

(log ϵmax) = 236 (5.01), 243 (5.16), 264 (4.74), 275 (4.90), 323 (4.70), 337 (4.75), 434 (5.39), 553 

(4.29), 589 nm (3.54). MS (MALDI - TOF) m/z [M]+ calcd for C84H44N4Zn 1172.29, found: 1172.40. 
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[5,15-diphenylporphyrinato]zinc(II) (ZnDPP) 

 

Zinc insertion reaction was achieved by modification of literature procedure2 with 5,15-

diphenylporphyrin (100 mg, 0.22 mmol, 1 eq) in CHCl3 (100 mL), Zn(OAc)2.2 H2O (142 mg, 0.65 

mmol, 3 eq) at reflux for 1h. Recrystallisation from CH2Cl2/MeOH afforded violet-pink powder as 

pure target ZnDPP (109 mg, 96% yield). 1H NMR (400 MHz, CDCl3): δ 10.34 (s, 2H, meso), 9.45 

(d, J = 4.4 Hz, 4H, β pyrroles), 9.15 (d, J = 4.4 Hz, 4H, β pyrroles), 8.32-8.22 (m, 4H, m-phenyls), 

7.85-7.76 (m, 6H, o-phenyls + p-phenyls). UV/Vis (CH2Cl2): λmax (log εmax) = 412 (5.39), 541 (4.10). 

MS (MALDI-TOF) m/z [M]+ calcd for C32H20N4Zn: 524.10, found: 524.91. 
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5,15-diiodo-10,20-diphenylporphyrin (I2DPP) 

 

Iodination of ZnDPP was achieved by modification of literature procedure.8 To a solution of ZnDPP 

(50 mg, 0.19 mmol) and I2 (194 mg, 0.76 mmol, 4 eq) in CHCl3 (10 mL) and pyridine (300 µL) was 

added dropwise a solution of AgPF6 (101 mg, 0.40 mmol, 2.1 eq) in MeCN (2 mL) and the mixture 

was stirred at room temperature for 15 min. The reaction was quenched by addition of water (10 mL) 

and the organic phase was extracted with CHCl3 (3 x 30 mL), washed with water (3 x 30 mL) and 

dried over Na2SO4 before the solvent was removed under vacuum. The crude product was dissolved 

in CHCl3 and a solution of HCl (6 mol/L, 100 mL) was added to remove zinc. After 3h of stirring at 

r.t., HCl was quenched by addition of a saturated solution of NaHCO3 (2 x100 mL) and the combined 

organic phase were extracted with water (3 x 30 mL) and dried over Na2SO4 before the solvent was 

removed under vacuum. The crude product was purified by silica chromatography with 

CHCl3/cyclohexane (1:2) with 1% Et3N. After evaporation of solvents, a violet powder corresponding 

to target I2DPP was afforded (41 mg, 60%). 1H NMR (400 MHz, CDCl3): δ 9.62 (d, J= 4.8 Hz, 4H, 

β pyrroles), 8.80 (d, J=4.8 Hz, 4H, β pyrroles), 8.18-8.13 (m, 4H, m-phenyls), 7.83-7.74 (m, 6H, o-

phenyls + p-phenyls), -2.62 (s, 2H, HNH). UV/Vis (CH2Cl2): λmax (log εmax) = 425 (5.48), 525 (4.14), 

561 (4.09), 603 (3.65), 660 (3.77). MS (MALDI-TOF) m/z [M + H]+ calcd for C32H21I2N4 714.99, 

found: 715.02. 

  



Chapter VI.  Experimental part 

 

142 

 

5,15-di(anthracen-9-yl)-10,20-diphenylporphyrin (BAP) 

 

BAP was prepared via Suzuki-Miyaura cross coupling reaction by modification of literature 

procedures.9,10 Palladium catalyst Pd2dba3 (39.5 mg, 0.04 mmol, 0.5 eq) with SPhos (35.4 mg, 0.09 

mmol, 1 eq), K3PO4 (143.5 mg, 0.7 mmol, 8 eq), I2DPP (62 mg, 0.09 mmol, 1 eq) and anthracen-9-

boronic acid (77 mg, 0.34 mmol, 4 eq) were dissolved in 30 mL of a degassed solution of toluene and 

water (1 mL), shielded from ambient light and stirred at 85°C for 24h. At the end of the reaction, the 

mixture was washed with water (3 x 40mL), dried over Na2SO4 and the organic solvent was 

evaporated. The crude mixture was purified by two silica chromatography columns eluted with 

toluene/heptane (1:1), CH2Cl2/cyclohexane (1:1) and  a SEC in distilled THF. After evaporation of 

solvents, a violet powder corresponding to target BAP was afforded (16 mg, 22%). 1H NMR (400 

MHz, CDCl2)2): δ 8.98 (s, 2H, 10-anthracenyls), 8.71 (d, 4H, J = 4.8 Hz, β1), 8.34 (d, 4H, J =4.8 Hz, 

β2), 8.32-8.28 (m, 4H, 4,5-anthracenyls), 8.22-8.17 (m, 4H, o-phenyls), 7.72-7.67 (m, 6H, m-phenyls 

+ p-phenyls), 7.54-7.48 (m, 4H, 3,6-anthracenyls), 7.19-7.14 (m, 4H, 1,8-anthracenyls), 7.10-7.05 (m, 

4H, 2,7-anthracenyls), -2.25 (s, 2H, HNH). UV/Vis (CH2Cl2): λmax (log εmax) = 422 (5.40), 517 (4.35), 

550 (3.85), 591 (3.84), 647 (3.45). MS (MALDI-TOF) m/z [M + H]+ calcd for C60H39N4 815.31, 

found: 815.34. 
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[5,15-di(anthracen-9-yl)-10,20-diphenylporphyrinato]zinc(II) (ZnBAP) 

 

Zinc insertion reaction was achieved by modification of literature procedure2 with BAP (15.7 mg, 

0.02 mmol, 1 eq) in toluene (100 mL), Zn(OAc)2.2 H2O (10.3 mg, 0.06 mmol, 3 eq), at 85°C for 1h. 

Recrystallisation from CH2Cl2/MeOH afforded violet-pink powder as pure target ZnTAP (15 mg, 

90%). 1H NMR (400 MHz, (CDCl2)2): δ 8.97 (s, 2H, 10-anthracenyls), 8.80 (d, 4H, J = 4.8 Hz, β1), 

8.38 (d, 4H, J =4.8 Hz, β2), 8.36-8.31 (m, 4H, 4,5-anthracenyls), 8.24-8.20 (m, 4H, o-phenyls), 7.72-

7.65 (m, 6H, m-phenyls + p-phenyls), 7.53-7.47 (m, 4H, 3,6-anthracenyls), 7.15-7.09 (m, 4H, 1,8-

anthracenyls), 7.08-7.01 (m, 4H, 2,7-anthracenyls). λmax (log ϵmax) = 255 (5.21), 422 (5.37), 516 nm 

(3.52), 552 (4.18). HRMS (MALDI-TOF) m/z [M]+ calcd for C60H36N4Zn 876.2226, found: 876.2237. 
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5-(anthracen-9-yl)-10,15,20-triphenylporphyrin (SAP) 

 

SAP was prepared by Suzuki-Miyaura cross coupling reaction, modification of literature procedure.10 

Palladium catalyst Pd2dba3 (9.1 mg, 0.01 mmol, 0.5 eq) with SPhos (16.4 mg, 0.04 mmol, 1 eq), 

K3PO4 (51.5 mg, 0.54 mmol, 6 eq), 5-bromo-10,15,20-triphenylporphyrin (25 mg, 0.04 mmol, 1 eq) 

and anthracen-9-boronic acid (27 mg, 0.12 mmol, 3 eq) were dissolved in 30 mL of preliminary 

degassed solution of toluene and water (1 mL), shielded from ambient light and stirred at 85°C for 

48 h. At the end of the reaction, the mixture was washed with water (3 x 40mL), dried over Na2SO4 

and the organic solvent was evaporated. The crude mixture was purified by silica column using 

toluene/heptane (1:1) to collect the second red fraction. Solvents were removed and final product was 

recrystallised from CH2Cl2/MeOH to afford SAP (15 mg, 51%). 1H NMR (400 MHz, (CDCl2)2): δ 

8.96 (s, 1H, anthracenyl), 8.93-8.88 (m, 4H, β pyrroles), 8.69 (d, 2H, J =4.4 Hz, β pyrroles), 8.32 (d, 

2H, J =4.8 Hz, β pyrroles), 8.29-8.20 (m, 8H, 2H anthracenyl + 6H o-phenyls), 7.85-7.79 (m, 3H, p-

phenyls), 7.78-7.71 (m, 6H, m-phenyls), 7.52-7.46 (m, 2H, anthracenyl), 7.13-7.07 (m, 2H, 

anthracenyl), 7.07-7.01 (m, 2H, anthracenyl), -2.55 (s, 2H, HNH). 13C NMR (125 MHz, (CDCl2)2, 

333K): δ 141.85, 141.55, 135.60, 135.02, 134.48, 134.25, 130.64, 128.46, 128.21, 128.02, 127.76, 

127.68, 126.68, 126.68, 125.70, 124.95, 120.63, 120.07, 114.98. UV/Vis (CH2Cl2): λmax (log ϵmax) = 

231 (4.19), 257 (4.95), 352 (4.11), 373 (4.20), 419 (5.34), 515 (4.06), 550 (3.61), 589 (3.53), 647 nm 

(3.24). HRMS (MALDI - TOF) m/z [M]+ calcd for C52H34N4 714.2778, found: 714.2775. 
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[5-(anthracen-9-yl)-10,15,20-triphenylporphyrinato]zinc(II) (ZnSAP) 

 

Zinc insertion reaction was achieved by modification of literature procedure.2 SAP (10 mg, 0.01 

mmol, 1 eq) in non-distilled toluene (100 mL), Zn(acac)2.x H2O (8 mg, 0.03 mmol, 3 eq), at reflux 

overnight. Recrystallisation from CH2Cl2/MeOH afforded violet-pink powder as pure target ZnSAP 

(7 mg, 87%). 1H NMR (400 MHz, (CDCl2)2): δ 9.06-8.97 (m, 4H, β1 pyrroles), 8.94 (s, 1H, 10-

anthracenyl), 8.80 (d, 2H, J =4.4 Hz, β2 pyrroles), 8.36 (d, 2H, J =4.8 Hz, β3 pyrroles), 8.34-8.20 (m, 

8H, 4,5-anthracenyl + o-phenyls), 7.87-7.79 (m, 3H, p-phenyls), 7.78-7.69 (m, 6H, m-phenyls), 7.52-

7.43 (m, 2H, 3,6-anthracenyl), 7.11-6.97 (m, 4H, 2,7- and 1,8-anthracenyl). 13C NMR (125 MHz, 

(CDCl2)2, 333K): δ 151.12, 150.09, 149.90, 149.81, 142.41, 142.19, 136.37, 134.98, 134.46, 132.57, 

132.16, 132.01, 131.71, 130.58, 128.56, 128.20, 127.78, 127.52, 127.45, 126.59, 126.56, 125.59, 

124.91, 121.58, 120.95, 115.93. UV/Vis (CH2Cl2): λmax (log ϵmax) = 257 (4.75), 352 (3.71), 421 (5.20), 

548 (3.90), 586 (3.00). HRMS (MALDI - TOF) m/z [M]+ calcd for C52H34N4Zn 776.1913, found: 

776.1926. 
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5,10,15-triphenyl-20-(naphthalen-1-yl)porphyrin (SNP) 

 

SNP was prepared by Suzuki-Miyaura cross coupling reaction, modification of literature procedure.10 

Palladium catalyst Pd2dba3 (37 mg, 0.04 mmol, 0.5 eq) with SPhos (66 mg, 0.16 mmol, 1 eq), K3PO4 

(205 mg, 0.97 mmol, 6 eq), 5-bromo-10,15,20-triphenylporphyrin (100 mg, 0.16 mmol, 1 eq) and 

naphthalen-1-boronic acid (83.5 mg, 0.48 mmol, 3 eq) were dissolved in 80 mL of a degassed solution 

of toluene and water (1 mL), shielded from ambient light and stirred at 85°C for 48 h. At the end of 

the reaction, the mixture was washed with water (3 x 40 mL), dried over Na2SO4 and the organic 

solvent was evaporated. The crude mixture was purified by silica column using toluene/heptane (1:1) 

and the second red fraction was collected. Solvents were removed and final product was recrystallised 

from CH2Cl2/MeOH to afford SNP (105 mg, 98%). 1H NMR (400 MHz, (CDCl2)2): δ 8.91 (m, 4H, 

β-H pyrroles), 8.80 (d, 2H, J = 4.72 Hz, β-H pyrroles), 8.61 (d, 2H, J = 4.72 Hz, β-H pyrroles), 8.36-

8.30 (m, 2H, napthyl), 8.30-8.21 (m, 6H, o-phenyls), 8.21-8.17 (m, 1H, naphtyl), 7.96-7.88 (m, 1H, 

napthyl), 7.87-7.72 (m, 9H, m-phenyls + p-phenyls), 7.57-7.49 (m, 1H, napthyl), 7.24-7.10 (m, 2H, 

napthyl), -2.65 (s, 2H, HNH). 13C NMR (100 MHz, (CDCl2)2): δ 141.84, 141.67, 139.04, 136.59, 

134.48, 132.76, 132.65, 128.60, 128.50, 127.80, 127.66, 126.66, 126.08, 125.55, 124.24, 120.40, 

120.06, 117.17. UV/Vis (CH2Cl2): λmax (log ϵmax) = 419 (5.47), 520 (4.04), 554 (3.58), 594 (3.56), 

647 nm (3.33). HRMS (MALDI - TOF) m/z [M]+ calcd for C48H24N4 664.2621, found: 664.2649. 
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[5,10,15-triphenyl-20-(naphthalen-1-yl)porphyrinato]zinc(II) (ZnSNP) 

 

Zinc insertion reaction was achieved by modification of literature procedure.2 SNP (90 mg, 0.13 

mmol, 1 eq) in non-distilled toluene (150 mL), Zn(acac)2.x H2O (106 mg, 0.40 mmol, 3 eq), at reflux 

for 2h. Recrystallisation from CH2Cl2/MeOH afforded violet-pink powder as pure target ZnSNP (92 

mg, 93%). 1H NMR (400 MHz, (CDCl2)2): δ 9.01 (m, 4H, β1 pyrroles), 8.89 (d, 2H, J = 4.64 Hz, β2 

pyrroles), 8.71 (d, 2H, J = 4.64 Hz, β3 pyrroles), 8.38-8.22 (m, 8H, 2- and 4-napthyl + o-phenyls), 

8.20-8.15 (m, 1H, 8-naphtyl), 7.96-7.88 (m, 1H, 3-napthyl), 7.84-7.73 (m, 9H, m-phenyls + p-

phenyls), 7.56-7.46 (m, 1H, 7-napthyl), 7.14-7.06 (m, 2H, 5- and 6-napthyl). 13C NMR (100 MHz, 

(CDCl2)2): δ 150.62, 150.03, 149.93, 149.88, 142.46, 142.35, 139.71, 136.68, 134.43, 134.38, 132.60, 

132.56, 132.13, 132.00, 131.90, 131.80, 128.55, 128.36, 127.77, 127.41, 126.50, 125.93, 125.45, 

124.19, 121.31, 120.96, 118.11. UV/Vis (CH2Cl2): λmax (log ϵmax) = 421 (5.54), 552 (4.12). HRMS 

(MALDI - TOF) m/z [M]+ calcd for C48H30N4Zn 726.1756, found: 726.1767. 
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5,10,15-triphenyl-20-(pyren-1-yl)porphyrin (SPP) 

 

SPP was prepared by Suzuki-Miyaura cross coupling reaction, modification of literature procedure.10 

Palladium catalyst Pd2dba3 (37 mg, 0.04 mmol, 0.5 eq), SPhos (66 mg, 0.16 mmol, 1 eq), K3PO4 (205 

mg, 0.97 mmol, 6 eq), 5-bromo-10,15,20-triphenylporphyrin (100 mg, 0.16 mmol, 1 eq) and pyren-

1-boronic acid (119.6 mg, 0.48 mmol, 3 eq) were dissolved in mixture of toluene (80 mL) and water 

(1 mL), shielded from ambient light and stirred at 85°C for 48 h. At the end of the reaction, the 

mixture was washed with water (3 x 40mL), dried over Na2SO4 and the organic solvent was 

evaporated. The crude mixture was purified by silica column using toluene/heptane (1:1) to collect 

the second red fraction. Solvents were removed and final product was recrystallised from 

CH2Cl2/MeOH to afford SPP (116 mg, 96%). 1H NMR (400 MHz, (CDCl2)2): δ 8.94 (m, 4H, β-H 

pyrroles), 8.86 (d, 1H, J = 7.72 Hz, pyrenyl), 8.81 (d, 2H, J = 4.76 Hz, β-H pyrroles), 8.57 (d, 1H, J 

= 7.84 Hz, pyrenyl), 8.54 (d, 2H, J= 4.80 Hz, β-H pyrroles), 8.45 (d, 1H, J = 9.08 Hz, pyrenyl), 8.40-

8.34 (m, 2H, pyrenyl), 8.33-8.24 (m, 6H, o-phenyls), 8.18-8.08 (m, 2H, pyrenyl), 7.87-7.81 (m, 3H, 

p-phenyls), 7.81-7.74 (m, 6H, m-phenyls),7.51 (d, 1H, J = 9.28 Hz, pyrenyl), -2.58 (s, 2H, HNH). 13C 

NMR (100 MHz, (CDCl2)2): δ 141.84, 141.65, 136.78, 134.48, 133.25, 132.70, 131.41, 131.18, 

130.53, 128.00, 127.72, 127.67, 127.48, 127.12, 126.67, 126.37, 125.63, 125.27, 124.31, 123.90, 

122.84, 120.44, 120.20, 117.54. UV/Vis (CH2Cl2): λmax (log ϵmax) = 244 (4.65), 268 (4.36), 276 (4.47), 

327 (4.29), 340 (4.36), 421 (5.43), 519 (4.14), 555 (3.74), 595 (3.60), 648 nm (3.44). HRMS (MALDI 

- TOF) m/z [M]+ calcd for C54H34N4 738.2778, found: 738.2787. 
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[5,10,15-triphenyl-20-(pyren-1-yl)porphyrinato]zinc(II) (ZnSPP) 

 

Zinc insertion reaction was achieved by modification of a literature procedure.2 SPP (85 mg, 0.11 

mmol, 1 eq) in non-distilled toluene (150 mL), Zn(acac)2.x H2O (91 mg, 0.34 mmol, 3 eq), at reflux 

for 2h. Recrystallisation from CH2Cl2/MeOH afforded violet-pink powder as pure target ZnSPP (80 

mg, 87%). 1H NMR (400 MHz, (CDCl2)2): δ 9.01 (m, 4H, β1 pyrroles), 8.92-8.83 (m, 3H, 1H pyrenyl 

+ 2H β2 pyrroles), 8.61 (d, 2H, J = 4.68 Hz, β3 pyrroles), 8.57 (d, 1H, J = 7.80 Hz, pyrenyl), 8.45 (d, 

1H, J = 9.08 Hz, pyrenyl), 8.38-8.23 (m, 8H, 2H pyrenyl + o-phenyls), 8.14-8.05 (m, 2H, pyrenyl), 

7.86-7.79 (m, 3H, p-phenyls), 7.79-7.73 (m, 6H, m-phenyls), 7.71 (d, 1H, J = 9.40 Hz, pyrenyl), 7.51 

(d, 1H, J = 9.32 Hz, pyrenyl). 13C NMR (100 MHz, (CDCl2)2): δ 150.83, 150.11, 149.95, 149.91, 

142.51, 142.39, 137.61, 134.47, 134.45, 134.39, 133.23, 132.66, 132.22, 132.02, 131.94, 131.44, 

131.01, 130.54, 127.78, 127.75, 127.44, 127.40, 127.29, 127.25, 126.49, 126.28, 125.52, 125.17, 

124.35, 123.87, 122.71, 121.33, 121.06, 118.42. UV/Vis (CH2Cl2): λmax (log ϵmax) = 244 (4.71), 268 

(4.37), 276 (4.49), 327 (4.33), 341 (4.34), 422 (5.56), 552 (4.27). HRMS (MALDI - TOF) m/z [M]+ 

calcd for C54H32N4Zn 800.1913, found: 800.1921. 
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 Π-extended porphyrins 

General procedure for Pyrolysis reactions 

Procedure adapted from the literature.11 A glass tube was first heated at the reaction temperature and 

continually flushed with an argon flow. The temperature in the glass tube was monitored prior to the 

pyrolysis reaction with a thermocouple sensor placed under the argon flow at the location of the glass 

boat. A glass boat containing the porphyrin precursor in powder was placed at the entrance of the 

glass tube under the argon flow for 10 min. The pyrolysis reaction started by inserting the glass boat 

into the furnace. The progress of the reaction was controlled by time monitoring by looking at the 

aspect of the sample by removing the glass boat from the furnace. At the end of the reaction, the glass 

boat was removed from the furnace, cooled under the argon flow for 10 min and the crude mixture 

was collected with CH2Cl2 for purification. 

 

[2,3,5,10,12,13,15,20-pyreneporphyrinato]zinc(II) (fused ZnTPyP) 

 

ZnTPyP in powder was subjected to pyrolysis at 550°C for 210 sec or at 585°C for 150 sec. The 

crude mixture was dissolved in CH2Cl2/pyridine (95:5) and passed through a silica pad to remove 

insoluble products. The resulting mixture was pure enough to detect the presence of products of fusion 

by MS and UV-visible spectroscopy. UV/Vis (CH2Cl2/pyridine): λmax (nm) = 445, 576, 629, 670, 881, 

1022. MS (MALDI - TOF) m/z [M+H]+ calcd for C84H37N4Zn 11165.2, found: 1165.7. 

  



Chapter VI.  Experimental part 

 

151 

 

[3,5,7-(10,15,20-triphenyl)anthraceneporphyrinato]zinc(II) (fused ZnSAP) 

 

ZnSAP in powder (17 mg) was subjected to pyrolysis at 500°C for 225 sec. The resulting product 

was dissolved in CH2Cl2 and passed through a silica pad to remove insoluble products. The crude 

mixture was purified by silica column eluted with CH2Cl2/cyclohexane(1:1, v/v) and two successive 

SEC, in which the red fraction was collected. After precipitation in CH2Cl2/MeOH, a deep red powder 

(4 mg) was afforded as pure target fused ZnSAP. UV/Vis (CH2Cl2): λmax (log ϵmax) = 408 (4.45), 526 

(4.32), 593 (3.93), 769 (3.80), 851 (3.97). HRMS (MALDI - TOF) m/z [M]+ calcd for C52H28N4Zn 

772.1605 found: 772.1607. 

 

[3,5-(10,15,20-triphenyl)pyreneporphyrinato]zinc(II) (fused ZnSPP) 

 

ZnSPP in powder (15 mg) was subjected to pyrolysis at 500°C for 210 sec. The resulting product 

was dissolved in CH2Cl2 and filtared through a silica pad to remove insoluble products. The crude 

mixture was purified by silica column eluted with CH2Cl2/cyclohexane(1:1, v/v) and two SECs in 

THF. After precipitation in CH2Cl2/MeOH, a deep brown powder was afforded as pure target fused 

ZnSPP (4.4 mg, 29%). 1H NMR (400 MHz, (CDCl2)2): δ 9.58 (s, 1H, β1 pyrrole or 9-pyrenyl), 9.54 

(d, 1H, J = 4.8 Hz, β2 pyrrole), 9.47 (s, 1H, β1 pyrrole or 9-pyrenyl), 9.38 (d, 1H, J = 8.0 Hz, 2-

pyrenyl), 8.97 (d, 1H, J = 4.8 Hz, β3 pyrrole), 8.86-8.77 (m, 3H, β4, β5, β6 pyrrole), 8.71 (d, 1H, J = 

8.4 Hz, 3-pyrenyl), 8.46 (d, 1H, J = 7.2 Hz, pyrenyl ), 8.35-8.27 (m, 6H,  o-phenyls), 8.25-8.19 (m, 

3H, pyrenyl), 8.11 (t, 1H, J = 7.6 Hz, pyrenyl), 7.93-7.87 (m, 3H, p-phenyls), 7.86-7.72 (m, 8H, 6H 

m-phenyls + 2H pyrenyl). UV/Vis (CH2Cl2): λmax (log ϵmax) = 389 (3.50), 413 (3.57), 492 (4.14), 665 

(3.29), 703 (3.48). HRMS (MALDI - TOF) m/z [M]+ calcd for C48H28N4Zn 724.1605 found: 724.1610. 



Chapter VI.  Experimental part 

 

152 

 

3,5-(10,15,20-triphenyl)pyreneporphyrin (fused SPP) 

 

Zinc was removed from the cavity of fused ZnSPP (about 1 mg) following a literature procedure27 

with HCl (6 mol/L, 5 mL) in CH2Cl2 (5 mL). After 10 min of stirring at r.t, HCl was neutralized by 

addition of a saturated solution of NaHCO3 (2 x10 mL) and the combined organic phase were 

extracted with water (2 x 10 mL) and dried over Na2SO4 before the solvent was removed under 

vacuum. UV/Vis (CHCl3): λmax = 385, 410, 482, 584, 632, 658, 733 nm. MS (MALDI - TOF) m/z 

[MH]+ calcd for C54H33N4 737.27 found: 737.32. 
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 Anthracenylporphyrin-based molecules 

General procedure for Suzuki-Miyaura modification of BrTAP 

Procedure adapted from the literature.8 Palladium catalyst Pd2dba3 (5 mg, 0.005 mmol, 0.25 eq) or 

PdOAc2 (2.5 mg, 0.011 mmol, 0.5 eq), SPhos (9 mg, 0.022 mmol, 1 eq), K3PO4 (0.54 mmol, 24 eq), 

BrTAP (30 mg, 0.022 mmol, 1 eq) and corresponded boronic acid (0.27 mmol, 12 eq) were dissolved 

in 20 mL of preliminary degassed solution of toluene and water, shielded from ambient light and 

stirred at 85°C for 48 h. At the end of the reaction, the mixture was washed with water (3 x 40mL), 

dried over Na2SO4 and the organic solvent was evaporated. The crude mixture was purified on silica 

column using toluene/heptane (from 1:1 to 2:1, v/v) (compounds TPAP, TTAP), toluene/heptane 

(80:20 with 0.25 MeOH to 80:20 with 2%MeOH, v/v) or SEC eluted with THF (compounds TNAP, 

TPyAP) to collect the red fraction. Solvents were removed and final product was recrystallised from 

CH2Cl2/MeOH to afford the target pure compound. 

 

5,10,15,20-tetrakis(10-phenylanthracen-9-yl)porphyrin (TPAP) 

 

Prepared via Suzuki-Miyaura cross coupling approach under condition 1 to yield 20 mg (0.015 mmol, 

69%). 1H NMR (400 MHz, (CDCl2)2): δ 8.20-8.17 (m, 8H), 7.84-7.82 (m, 8H), 7.66-7.54 (m, 20H), 

7.38-7.22 (m, 16H), 7.00-6.97 (m, 8H), -1.73 (s, 2HNH). 13C NMR not recorded because of limited 

solubility resulting in a very weak signal. UV/Vis (CH2Cl2): λmax (log ϵmax) = 227 (4.75), 253 (5.39), 

362 (4.48), 380 (4.56), 426 (5.34), 521 (4.37), 553 (3.80), 593 (3.87), 656 nm (3.46). HRMS (MALDI 

- TOF) m/z [M]+ calcd for C100H62N4 1318.4969, found: 1318.5004. 
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5,10,15,20-tetrakis(10-(p-tolyl)anthracen-9-yl)porphyrin (TTAP) 

 

Prepared via Suzuki-Miyaura cross coupling approach under condition 1 to yield 17 mg (0.012 mmol, 

56%). 1H NMR (400 MHz, (CDCl2)2): δ 8.14-8.12 (m, 8H), 7.83-7.80 (m, 8H), 7.50-7.38 (m, 16H), 

7.25-7.16 (m, 16H), 6.94-6.91 (m, 8H), 2.47 (s, 12H, CH3), -1.76 (s, 2HNH). 13C NMR not recorded 

because of limited solubility inducing very weak signal. UV/Vis (CH2Cl2): λmax (log ϵmax) = 227 (4.33), 

253 (5.39), 363 (3.99), 380 (4.07), 426 (5.35), 521 (4.38), 553 (3.80), 593 (3.87), 656 nm (3.46). 

HRMS (MALDI - TOF) m/z [M]+ calcd for C104H70N4 1374.5595, found: 1374.5577. 
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5,10,15,20-tetrakis(10-(4-methoxyphenyl)anthracen-9-yl)porphyrin (TMPAP) 

 

Prepared via Suzuki-Miyaura cross coupling approach under condition 1 to yield 11 mg (0.007 mmol, 

35%). 1H NMR (500 MHz, (CDCl2)2): δ 8.32-8.27 (m, 8H), 7.97-7.94 (m, 8H), 7.68-7.64 (m, 16H), 

7.42-7.14 (m, 32H), 7.11-7.01 (m, 8H), 4.02 (s, 12H, O-CH3), -1.62 (s, 2HNH). 13C NMR not recorded 

because of very weak solubility. UV/Vis (CH2Cl2): λmax (log ϵmax) = 233 (4.94), 255 (5.36), 258 (5.36), 

361 (4.41), 427 (5.35), 523 (4.30), 555 (3.78), 596 (3.81), 656 nm (3.47). HRMS (MALDI - TOF) 

m/z [M]+ calcd for C104H70N4O4 1438.5392, found: 1438.5428. 
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5,10,15,20-tetrakis(10-(naphthalen-1-yl)anthracen-9-yl)porphyrin (TNAP) 

 

Prepared via Suzuki-Miyaura cross coupling approach under condition 1 to yield 12 mg (0.008 mmol, 

36%). 1H NMR (400 MHz, (CDCl2)2): δ 8.11-6.99 (m, 67H), -1.63 (s, 2HNH). 13C NMR not recorded 

because of very weak solubility. UV/Vis (CH2Cl2): λmax (log ϵmax) = 229 (5.17), 252 (5.34), 277 (4.66), 

331 (4.30), 347 (4.43), 358 (4.41), 427 (5.22), 521 (4.23), 550 (3.72), 594 (3.74), 658 nm (3.72). 

HRMS (MALDI - TOF) m/z [M]+ calcd for C116H70N4 1518.5595, found: 1518.5589. 
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5,10,15,20-tetrakis(10-(pyren-1-yl)anthracen-9-yl)porphyrin (TPyAP) 

 

Prepared via Suzuki-Miyaura cross coupling approach under condition 1 to yield 11 mg (0.006 mmol, 

28%). 1H NMR (400 MHz, (CDCl2)2): δ 8.49-7.04 (m, 76H), -1.59 (s, 2HNH). 13C NMR not recorded 

because of very weak solubility. UV/Vis (CH2Cl2): λmax (log ϵmax) = 246 (5.56), 256 (5.44), 278 (5.21), 

329 (4.93), 344 (4.99), 382 (4.74), 430 (5.05), 522 (4.28), 553 (4.04), 594 (3.99), 658 nm (3.90). 

HRMS (MALDI - TOF) m/z [M]+ calcd for C140H78N4 1814.6221, found: 1814.6198. 
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Résumé : La synthèse de graphène par approche 

« bottom-up » fait l’objet de nombreux travaux de 

recherche ayant pour but de contrôler les propriétés 

électroniques et optiques de ce matériau par la 

fabrication de nanostructures avec une précision 

atomique. D’autre part, le contrôle de dopant dans 

le graphène permettant d’en moduler les propriétés 

suscite un grand intérêt et dans ce contexte 

l’utilisation de porphyrines avec un taux d’azote 

contrôlé est attrayante. Par leurs ressemblances 

structurelles, les porphyrines π-étendues peuvent 

être considérées comme des nanoparticules de 

graphène dopées à l’azote (GQDs) présentant de 

fortes propriétés infrarouge tandis que les briques 

de construction à base de porphyrines peuvent être 

utilisées pour la synthèse sur surface de deux type 

de nanoarchitectures de graphene appélées 

nanorubans (GNRs) et nanomèches (GNMs). Cette 

thèse a pour objectif de développer la synthèse de 

porphyrines à base d’anthracenes et de les utiliser 

comme précurseurs pour la fabrication de 

nanostructures. La première partie de cette thèse est 

dédiée à la synthèse organique de différentes 

anthracénylporphyrines et à l’étude de leurs 

assemblages sur surface dans la chambre d’un 

microscope à effet tunnel. La seconde partie est 

dédiée à l’étude de formation de porphyrines π-

étendues via une méthode pyrolyse flash pouvant 

activer thermiquement des réactions de couplage 

par déhydrogenation entre des hydrocarbures 

aromatiques polyycliques (PAHs) et des 

porphyrines. La dernière partie est dédiée à la 

modification post synthétique d’une 

tetrabromoanthracénylporphyrine par addition de 

PAHs via la réaction de couplage de Suzuki-

Miyaura et à la caractérisation des propriétés 

optiques de ces porphyrines nouvellement formées. 

 

 

Title : Anthracenylporphyrin-based building blocks for the bottom-up fabrication of nitrogen-doped 

graphene nanostructures 

Keywords : anthracene, porphyrin, graphene, bottom-up 

Abstract : The synthesis of graphene via bottom-

up approach is a hot topic of research that aims to 

control the electronic and optical properties of this 

material by the fabrication of atomically precised 

nanostructures. Moreover, the control of dopant in 

graphene is of great interest to modulate the 

properties of the material. In this context, the 

contribution of porphyrins with a controlled 

content of nitrogen is attractive. Because of 

structural similarities with graphene quantum dots 

(GQDs), π-extented porphyrins can be regarded as 

nitrogen-doped GQD with promising NIR 

properties. Porphyrins are convenient building 

blocks for the on-surface synthesis of 

nanoarchitectures of graphene called nitrogen-

doped Graphene Nanoribbons (GNRs) and 

Graphene NanoMeshes (GNMs). This thesis aims 

to develop the synthesis of symmetrical and robust 

porphyrins with anthracenes and to use them as 

precursors for the fabrication of nanostructures. 

The first part of this thesis is dedicated to the 

organic synthesis of variety of 

anthracenylporphyrins and the study of their 

assemblies on surface in a chamber of a Scanning 

Tunneling Microscope. The second part is 

dedicated to the study of formation of π-extended 

porphyrins via a method of pyrolysis able to 

thermally activate dehydrogenative coupling 

reactions between Polycyclic Aromatic 

Hydrocarbons (PAHs) and porphyrins. The last 

part is dedicated to the post synthetic modification 

of a tetrabromoanthracenylporphyrin with 

additional PAHs via Suzuki-Miyaura coupling and 

the characterization of the optical properties of the 

resulting porphyrins. 

 

 


