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Chapter 1

Introduction

1.1 Motivation

The pollution caused by petroleum resources and our over-dependency on them raised

several issues of preservation of the environment calling for eco-friendly materials and

methods. In these dire straits, COP 21 and resolution by EU on end-of-life vehicle directive

stood as an eye-opener event to the world. COP 21 brought 192 countries to agree and

work on the single-point agenda to reduce the CO2 emissions to limit global warming

and its damage. EU made new stringent rules on recycling and re-use of automobile

components by 85% in weight. Given the scenario, the use of synthetic fiber-reinforced

composites in automobiles decreases the ease of recycling as it requires relatively high

energy. Moreover, the polymer matrices used in those composites are petroleum-based

products whose sources are pollutive and non-recyclable.

Since the past decade, the implementation of natural fibers as reinforcements in com-

posite materials has become an emerging trend, initially in research and later in full-scale

industrial applications. The reason behind this growing interest is that the fibers are

sustainable and eco-friendly. They also have interesting properties like good thermal

insulation, high specific stiffness, and good acoustic insulation. Moreover, with the imple-

mentation of these fibers, there is no need for the existing composite processing technology

to adapt. Concerning resin systems, bio-mass from agricultural wastes stands as an ex-

cellent alternative source for the synthesis of thermoset resins. Currently, many research

efforts are being made, both academic and industrial fields, to improve the mechanical

performance of these composites for high-performance applications. In order to achieve

performance levels compatible with structural applications, the mechanical properties,

along with the quality of the composite, must be optimized by adjusting the processing

parameters like cure temperature, resin injection pressure, and compaction pressure. Nev-

ertheless, the efforts to investigate the processing conditions of natural fiber composites

2



are sparsely addressed in the literature. Thus the objective of this dissertation is to pro-

pose and contribute to the development of bio-sourced composites reinforced with plant

fibers for high-performance applications.

1.1.1 Project BIOCOMPAL

The research presented in this thesis is carried out as a part of an INTERREG project

BIOCOMPAL, which is funded by the EU (European Region Development Fund). The

main objective of this project is to develop a new low-carbon and high-performance bio-

based lightweight materials for structural applications in the transport sector like aeronau-

tics, railways, etc. This project addresses the performance of flax fiber composites from

the point of origin. Currently, the market is lacking in the areas of bio-based composites,

which are fire-resistant. Thus, this project addresses the performance of these bio-based

composites starting from the point of origin to the final composite part. This project

is handled by five partners who are responsible for a specific objective, as summarized

below:

1. Production of innovative high-performance thermoset resins based on renewable

natural phenols, which is handled by MateriaNova, Belgium.

2. Development of new designs for high-performance textile reinforcements based on

natural technical fibers from regional flax crops is handled by CentexBel, Belgium

and Inagro, Belgium.

3. Manufacturing and characterization of flax fiber composites using the developed fab-

rics and bio-sourced resin are carried out by IMT Lille Douai, France and ARMINES,

France.

1.2 Subjects

The subjects of this dissertation can be mainly classified into two categories. The first

is the manufacturing of composite plates and the second one deals with the mechanical

characterization of composite plates, as further described below:

1. Manufacturing of composite laminates

The first subject is to study the influence of processing parameters of flax fiber-

reinforced composites to produce high quality composite laminates. This concerns

the in-depth understanding of the formation of voids during the Liquid Composite

Molding (LCM) process and possibilities in reducing them i.e., process optimization.

3



This is carried out in two steps; one being the experimental characterization, and

the other, mathematical modeling by incorporating the flow model proposed by

Nguyen et al. [1]. The second subject would be to understand the capillary wicking

of flax fibers considering liquid absorption and fiber swelling by both experimental

techniques and mathematical modeling. The third subject will be to manufacture

composite laminates with very low void content using compression molding. These

laminates would be used to characterize the material properties to understand the

influence of liquid absorption during manufacturing.

2. Characterization of instantaneous & in-service behaviours of flax fiber

composites

Mechanical characterization of composite plates is carried out to gain knowledge

of their behavior and failure mechanisms. Hygrothermal aging of composite speci-

mens will be studied to understand their real-time behavior in humid environments.

Further, the influence of operating temperature on the mechanical properties of

composites is studied. In both these studies, a comparison will be made between a

commercial grade epoxy and a bio-based thermoset resin.

1.3 Organisation of dissertation

According to the research subjects, the chapters in this dissertation are arranged in the

following sequence.

In Chapter 2, a background of the use of natural fibers and fiber characterization

methods for tensile properties of flax fibers is presented. A brief review of different types

of matrices is provided to highlight the need for bio-based resins. Finally, this chapter

is ended with a short summary of manufacturing techniques and preform permeability

characterization techniques.

In Chapter 5, an investigation of the influence of the curing cycle on the flax fiber

composites is discussed. This part mostly concentrates on linking the fiber-matrix inter-

face and the improvement in tensile behavior of composites.

Chapter 4 is devoted to the experimental characterization and mathematical model-

ing of capillary wicking phenomena of flax fibers. A comprehensive description of existing

techniques and models to characterize and understand the wicking phenomenon is pre-

sented. Based on the experimental results, the empirical constants of the permeability

model are determined and then implemented in the proposed model to predict the mass

of test liquid uptake by the flax fibers.

In Chapter 5, the influence of the Resin Transfer Molding (RTM) process parameters,
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especially resin injection pressure, on the quality of the composite part is investigated.

The void content in the composite part is experimentally determined using micrographs.

In order to predict the void formation in natural fiber preforms during RTM, a math-

ematical model is proposed to estimate the void content. Later, the influence of the

fiber distribution inside a tow on the tow permeability is presented to understand the

differences between classical fibers like glass or carbon and natural fibers.

Chapter 6 highlights the uniqueness of the flax fiber composites with bio-based resin

under extreme conditions. These composites are subjected to high temperatures and

hygrothermal aging to identify their performance under such extreme loads.

Finally, in the last chapter, the results are recapitulated to redraw the conclusions of

this dissertation and also, in addition, recommendations for future works are presented.
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Chapter 2

Flax fibers and their composites

Natural fibers and their composites are considered as good alternatives to conventional

glass fiber composites (notably in the transport sectors) by virtue of their low ecological

footprint. They are lightweight (ρ = 1.5g/cm3) materials, relatively inexpensive, and

structurally stiff materials, which can thereby form low weight structures without com-

promising the structural performance [2, 3]. According to a survey, the production rate

of bast fibers like jute, flax, hemp, and sisal is higher than that of any other natural fibers

[4]. Extracted from the bast of plants, these fibers are of cellulose polymeric content with

more of a crystalline structure [5]. In Europe, flax and hemp fibers are the most used as

reinforcements for composite applications because their cultivation is abundant whereas,

the research on jute and sisal fiber-reinforced composites is carried out at large in trop-

ical and sub-tropical regions. The following sections will present flax fiber’s properties,

characterization methods, and their composites.

2.1 Flax fibers

Flax fibers are abundantly cultivated in Europe, where France and Belgium are the leading

producers with nearly 130 Mton of annual production [6]. In France, the cultivation of flax

fibers is mostly prevailing in the regions of North, Picardy, and Normandy. Flax plants

are annual plants with a relatively short growing cycle, about 100-120 days between

sowing (March-April) and harvesting (July-August) depending on the plant variety. The

production of flax fibers includes three main steps. Firstly, fibers are harvested at the

time of their maturity and are subjected to retting (either dew retted or wet retted), a

process where the microorganisms present in the atmosphere attack the cortical tissues

of the flax plant under warm and moist environment enabling easier decortification [7].

Then the retted stems are passed through a scutching machine to separate the fibers from

stem. During this process, along with the long fibers, by-products like seeds and shives
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can be obtained, which can be used to produce edible oils and insulation materials or non-

structural composite parts [8]. Scutched fibers are hackled to remove any other pertaining

impurities and are either spun into tows or yarns depending on the final application.

2.1.1 Morphology and constituents

Flax fibers, similar to wood fibers, have a complex microstructure. The elementary fibers

have a polygonal cross-section, which varies along the length of fiber [9]. At the micro-

scale, the flax fiber cell is a concentric cylindrical structure comprising several layers.

These layers are called cell walls. There are two significant cell walls, primary and sec-

ondary cell walls. Primary cell walls are usually thin and are mainly composed of lignin,

whereas secondary cell walls can be further divided into three sub-divisions (S1, S2, S3),

which are enclosing the lumen (the hollow part of the fiber). Of these three sub-walls,

the S2 wall is the thickest and contains the microfibrils, which represent about 70-75%

of the weight and are the major contributors to mechanical properties of fibers [10]. The

primary chemical constituents of a flax fiber are cellulose, wax, lignin, hemicellulose, and

pectin. Cellulose is the stiffest of all the components and is highly hydrophilic due to open

hydroxyl groups in its chain. This is the usual reason why the interface is bad between a

flax fiber and a hydrophobic polymer matrix [11]. Lignin and pectin are only the bonding

agents in cell walls (see Table 2.1)

Figure 2.1: Illustration of micro structure of flax fiber [5]

2.1.2 Characteristics of flax fibers

For flax fibers, determining the physical properties like density and fiber cross-section is

not as straight forward as for other fibers like glass and carbon. The presence of lumen
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Constituent % content reference

Cellulose 62-75 [12]

Hemicellulose 11-20.6 [12]

Pectin 1.5-2.3 [12]

Lignin 2-3 [13]

Wax 1.5-1.7 [12]

Table 2.1: Chemical composition of flax fibers

inside of these fibers makes the measurements difficult and inaccurate. Also, because these

two parameters are highly dependent on the maturity of the plant. Hence, it is necessary

to characterize the values by isolating the plausible influencing factors like extraction

position from stem and period of harvest [14]. Recently, two separate studies made an

effort to establish a standard method for density measurement of natural fibers [15, 16].

Both studies presented a comparative study on different density measuring techniques

and concluded that helium pycnometer and Archimedes principle to be more suitable

methods for natural fibers. For flax fibers, a density of 1.5gm/cm3 was determined using

gas pycnometer and Archimedes principle [16].

The methods to measure the cross-section of flax fibers or any natural fibers are of

current research interest. It can be seen in Table 2.2 that the diameter of the flax fibers

is highly varied (about 20% of the mean value). This variability is caused because every

fiber is different from one another as their growth rates are different. Also, as stated

in the previous section, their physical structure is not homogeneous (see Figure 2.2).

Hence, advanced imaging techniques are required to characterize the actual fiber cross-

section [17]. In order to overcome those difficulties, researchers suggested the calculation

of apparent fiber cross-section by considering that the fiber has a circular cross-section,

which causes issues while characterizing the strength of fibers [18].

As explained in the previous section, because of their multi-cell and multi-component

structure, flax fibers exhibit particular mechanical behaviors. When these fibers are sub-

jected to tensile loading along the axial direction, the stress-strain curve shows a non-linear

trend. Two different slopes can be identified on the tensile curve (for example, see Figure

2.3) with a point of inflection. This point of inflection is referred to as ”Knee point”. It

is supposed that the initial nonlinearity is caused by the initiation of the reorientation

of cellulose fibrils in the secondary wall (S2) [10, 13, 19]. This occurs between strains of

0%-0.1% and 0.1-0.3%. The response is visco-elastic. The second slope is much related to

a typical characteristic elastic curve, which is usually observed between 0.3% strain and

the strain at rupture.
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Figure 2.2: Illustration of irregular cross-section of natural fiber[17]

Figure 2.3: Stress strain curve of an elementary flax fiber [9]

Figure 2.4: Dispersed values of Young’s modulus and diameter of flax fibers[9]
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Flax variety Modulus

(GPa)

Stress at break

(MPa)

Strain at break

(%)

Diameter (µm) Ref

Hermes 48.9 ± 12.0 1066 ± 342 2.8 ± 0.8 18.6 ± 3.9 [20]

Andrea 48.3 ± 13.8 841± 300 2.2 ± 0.8 18.1 ± 3.9 [20]

Marylin 57.1 ± 15.5 1765 ± 432 2.1 ± 0.6 13.9 ± 2.7 [20]

Hermes-up 59.1 ± 17.5 1129 ± 390 1.9 ± 0.4 19.0 ± 3.5 [9]

Hermes-middle 68.2 ± 35.8 1454 ± 835 2.3 ± 0.6 19.6 ± 6.7 [9]

Hermes-bottom 46.9 ± 15.8 755 ± 384 1.6 ± 0.5 20.1 ± 4.1 [9]

Agatha-up 51 ± 22 753 ± 353 1.8 ± 0.7 21.65 ± 5.3 [21]

Agatha-middle 57 ± 29 865 ± 413 1.8 ± 0.6 21.3 ± 6.3 [21]

Agatha-bottom 51 ± 26 783 ± 347 2.0 ± 0.9 23.5 ± 7.9 [21]

Table 2.2: Tensile properties of elementary flax fibers

Table 2.2 and Figure 2.4 show examples of the dispersion of mechanical properties of

flax fibers. Charlet et al. [9, 21] characterized the fibers extracted from the same bast

but at different positions. A well-distinguished difference was observed in the mechanical

properties. Haag et al. [22] conducted a study to observe the variation of mechanical

properties of the same type of fiber over different years. It has been concluded that the

harvest time, weather conditions, and retting methods influence the fiber properties.

Since flax fibers are not continuous, unlike glass or carbon fibers, the mechanical

characterization becomes an issue. On the one hand, an elementary fiber can be considered

as a long fiber with a fixed length, whereas a technical fiber can be considered as a

bundle with many elementary fibers glued together by pectin. The average length of an

elementary fiber is around 20-35mm with an average diameter of 20 µm. Due to this

irregularity in length, the technical fibers also have an irregular length with a varied

number of fibers. In general, flax fibers, both technical and elementary fibers, are tested

using the paper frame method, as suggested by NF T25-501 standard [23]. Even with

these standards, the standard deviation of experimental results is high (25-30% in strength

and 40-45% in modulus). It is also observed in the literature that the fiber surface

has a striated structure consisting of macro fibrils arranged parallel and oriented in the

longitudinal fiber direction (see Figure 2.5).

2.2 Matrix

The polymer matrix is the second constituent of composite material and is equally impor-

tant as the reinforcement because it binds the reinforcements together, holds the shape
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Figure 2.5: Surface morphology of flax fibers [24]

and transfers stress to the fibers. Based on the thermo-mechanical behavior, polymer ma-

trices can be broadly divided into two categories: thermoplastics and thermosets. Even

though the principle of binding fibers together is the same, the chemistry and the process-

ing parameters are quite different during manufacturing. The selection of the matrix type

not only defines the manufacturing process that should be used but also determines the

mechanical behavior of the final part. Usually, thermoset resins are relatively brittle with

strain at the break being 4-5% whereas thermoplastics are ductile and rarely brittle with

strain at break around 100%-200%. Some thermoplastics (e.g., elastomers) also exhibit

rubbery nature. Thermoset polymer matrices are generally operated below their glass

transition temperature (Tg) because they become quite rubbery above their Tg whereas

thermoplastic polymers are mostly operated above their Tg. Depending on the chosen

polymer matrix, there are several advantages and disadvantages, as shown in Table 2.3.

Thermosets play an important role in the polymer industry owing to their high flex-

ibility, good chemical resistance, and high modulus and strength. Due to their high

cross-linking density, the thermoset resins cannot be reshaped after cure and posses low
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Thermoset Thermoplastic

Advantages

Low viscosity Shorter processing time

Good thermal resistance Good chemical resistance

High strength and stiffness Higher impact resistance

Creep resistance Post formability

Disadvantages

No reshaping after cure Complex flow behaviour

Residual stresses Residual stresses

Toxic Low thermal stability

Strict cure kinetics Poor fiber-matrix interface

Table 2.3: Advantages and disadvantages of thermoset and thermoplastic matrices for

composite applications

impact resistance. Compared to the thermoplastic resins, thermosets have lower molec-

ular mass and lower viscosity, which allows easier processability of composites. These

resins are polymerized either by initiating the cross-linking of monomers with an addition

of a catalyst or by increasing the temperature. The degree of cure is defined to deter-

mine the amount of cross-linkages. The degree of cure greatly depends on the processing

conditions, and its value lies between 0 to 1, where 1 indicates a complete cure.

Benzoxazine resins belonging to a class of phenolic resins are gaining great interest

in the field of thermoset materials. This resin group was first popularized by Ning and

Ishida [25] in the late 90s. These new resins offer an excellent balance of material prop-

erties, combining both the specific advantages of traditional epoxy and phenolic resins

like easy thermal curing without the need of hardeners or catalysts, limited shrinkage,

low coefficient of thermal expansion, high glass transition temperature (Tg), low moisture

absorption, and low dielectric properties. These advantages make these resins a good

competitor in the field of high-performance materials. The synthesis of these benzox-

azine resins is quite versatile, i.e., there are wide varieties of monomers of which the

current research is pertaining to renewable and sustainable sources of these monomers.

The monomers for benzoxazine resin are generated from commercially available and in-

expensive phenols, amines, and formaldehyde, offering an extraordinary monomer design

flexibility. Phenolics groups are broadly distributed in the plant kingdom and are the

most abundant secondary metabolites in plants [26–28]. The fact that natural phenols

exist in abundance within plant sources or wastes generated from agro-sources makes

them potential substitutes for phenolic petrochemicals. Even though they are abundant,
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Property Benzaoxazine resin Epoxy resin

Tensile modulus (GPa) 5.3 3.4

Tensile strength (MPa) 31 73.3

Flexural modulus (GPa) 4.6 10

Flexural strength (MPa) 132 112

Fracture toughness K1C (Pa
√
m) 0.94 1.04

Fracture energy GIC (J/m2) 352 168

Tg (◦C) 130-200 60-150

Table 2.4: Comparision between Epoxy and Benzaoxazine resin

the cost of extraction and synthesis should be taken into consideration. Cardanol which

is extracted from cashew nut shell liquid (CSNL), has become one of the few primary

and economic sources of naturally occurring phenols. This CNLS is directly extracted

from the shell of the cashew nut, fruit of the cashew tree, which is mostly grown in India,

East Africa, and Brazil. This aromatic renewable source represents a promising natural

alternative to petroleum-derived phenols.

In the case of volatile resins like Phenols, however, air bubbles are entrapped during

the curing of resin due to the presence of solvents or air in the resin. Although it can

be avoided by proper degassing of resin in many cases, if the polymerization occurs only

at high temperatures, degassing may be an issue. Concerning the voids induced by the

volatility of the resin, there are studies dedicated to prepregs and to the case of injected

resin during resin transfer molding [29–31]. Pupin et al.[30] investigated the effect of water

content on the formation of voids in a resol based phenolic resin and suggested that a

consolidation pressure higher than water vapor pressure should be applied before gelation

period to prevent the entrapment of water vapor leading to residual voids and provided

a void map for that particular resin system (see Figure 2.6).

2.3 Manufacturing process

2.3.1 Liquid composite moulding

Nowadays high-performance composite parts are often manufactured by the consolidation

of impregnated textile reinforcements (prepregs) in an autoclave. This method is often

used by the aerospace industry to produce parts with high quality with low void content,

usually less than 1%. However, due to the high investment costs, Out of Autoclave(OoA)

methods are being developed to overcome the cost issues and reduce energy consump-

tion. Liquid Composite Moulding processes are one among such processes which can
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Figure 2.6: Residual porosity map of a phenolic resin [30]

be relatively flexible in comparison to autoclave. Liquid composite molding is a global

term which encompasses many major processes, namely Vacuum infusion, Resin Transfer

Moulding (RTM) and Compression RTM (C-RTM). The processing parameters like injec-

tion pressure and temperature are limited by tooling. If the tooling is completely rigid, the

fiber volume fraction can be controlled, which leads to the production of high-performance

parts.

During an LCM process, liquid resin is forced through a fibrous porous medium during

the injection. The mathematical model for the flow in a porous medium was first proposed

by Henri Darcy [32] in 1856. In his experiments, he analyzed the water flow through a

porous bed made of sand and proposed an empirical model relating the volumetric flow

rate Q, the viscosity of fluid µ, the pressure drop ∆P over length l of the sand bed and

cross-sectional area of sand bed A as:

Q =
C̃A

l
∆P (2.1)

Where C̃ is the ratio of permeability (K) and viscosity. This equation can be modified by

dividing the cross-sectional area of both sides to obtain the volumetric flow rate resulting

in the velocity of fluid −→v in porous media. The pressure gradient (∇P ) is usually assumed

to be linear, and the K is defined as the permeability of fluid which in simple terms can

be explained as a number defining the ease of fluid flow through a given porous media.

By considering the flow over a distance x, the Equation 2.1 can be rewritten as:

−→v =
-K

µ
∇P (2.2)
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Darcy’s law represented by Equation 2.2 can only be used in the case of homogeneous

materials. If the permeability is expressed in a tensor form and in three-dimensional

space, pressure gradient, the law can be applied to any porous medium as long as K is

known. It should also be noted that Darcy’s law can only be used in case of laminar

flows, i.e., where the fluid motion is characterized by smooth streamlines. For textiles

with anisotropic properties, the permeability tensor can be reduced just to the principal

permeability values.

K =


K11 0 0

0 K22 0

0 0 K33

 (2.3)

where K11, K22, K33 are the principal permeabilities.

The permeability measurement is usually carried out in two ways: unsaturated and

saturated flows. Unsaturated permeability (Kunsat) is measured while the resin is infil-

trating the porous medium. Here the term ’unsaturated’ is used as the porous bed is

not completely filled with resin (in the vicinity of flow-front). The evolution of flow front

(x) is monitored and is plotted against time(t) to calculate unsaturated permeability as

follows:

x2 =
2Kunsat∆Pt

µφ
(2.4)

where φ is the preform porosity which is expressed as φ = (1 − Vf ). Once the pre-

form is completely saturated, the mass flow rate (Q) is used to calculate the saturated

permeability Ksat.

Ksat =
QµL

A∆P
(2.5)

Although permeability is a material property, a huge discrepancy in values can be observed

for the same material [33]. It can be speculated that these differences can be caused due

to the test conditions and test fluids. In the second permeability benchmark exercise

conducted by various laboratories worldwide, all the research teams employed the same

measurement technique to measure the permeability, however, obtained a relatively small

scatter in value [34]. Nonetheless, the change in injection pressure or fluid viscosity leads to

high scatter of values. It was noted that the ratio of unsaturated to saturated permeability

could be between 0.25 to 4 and in many cases less than one [35–37]. It is supposed that this

difference between unsaturated and saturated permeability is due to the air entrapment

during impregnation [38]. Park and Krawczack [39] stated that these differences could

be due to the change in viscosity during impregnation, uncertainty in flow front tracking,

nesting of fabrics, deviation of fabric direction from principal flow direction, and role

of capillary pressure, etc. They suggested that in order to obtain accurate unsaturated

permeability values, it is necessary to obtain exact pressure gradient at flow front by using

pressure transducers and air void migration should be taken into account because it may
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affect the mass conservation conditions. Air bubble position and migration speed should

also be taken into account because it significantly influences the local pressure gradient

[40].

Once the permeability of a preform is experimentally characterized, for different values

of fiber volume fraction, it is convenient to represent the permeability as a function of

fiber volume fraction. One such widely used model for estimation of permeability is given

by Kozney and Carman [41].

K =
D2
f

k

(1− Vf )3

Vf
(2.6)

where Df is the diameter of the fiber, and k is the kozney constant representing tortuosity

of the porous medium [41]. It is well known that natural fibers absorb liquid and swell

[42, 43]. Hence, during the impregnation process, the resin is absorbed into the natural

fibers, and the cross-section of natural fibers is increased. As a result, the fiber swell

decreases the size of flow channel which is a key to the permeability. In fact, fiber swell

is dependent on the type of liquid [44]. Hence in the case of natural fiber preforms, the

size of the flow channel will highly vary because the fiber cross-section is dependent on

the fiber swell. Hence, the permeability shows a strong dependency on the liquid used to

characterize the preform. Even though the permeability is a material property, a study by

Nguyen et al. [43] found that the permeability value has been affected by fiber swell due

to liquid absorption. They tested a flax preform with two different liquids and suggested

a modified Kozney equation for estimation of permeability value considering the swelling

coefficient.

K =
1

A

(1− f 2
swVf )

(n+1)

(f 2
swVf )

n
(2.7)

where Vf is the fiber volume fraction of the preform, n,A are the empirical model constants

and fsw is the fiber swell ratio which is the ratio of wet fiber diameter to the initial fiber

diameter.

Using the mass conservation principle for the incompressible fluid, the fluid flow

through a porous medium is written as:

∇.u = 0 (2.8)

∇.
(
− K

µ
∇P

)
= 0 (2.9)

However, in reality, because of the dual scale porous structure of the fiber preform, the

Equation 2.9 is incorporated with a sink term which represents the fluid sink into the tows

during impregnation. This was first suggested by Pillai et al. [37] and was later adopted

by many other works [45–47]. Similar to that of synthetic fibers like glass or carbon,

even the Equation 2.9 (without the sink term) was applied to the natural fiber composite

processing [48, 49]. These models can predict the flow front advancement reasonably well
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at lower fiber volume fractions, but due to the assumptions made, the models deviate

from experimental results at high fiber volume fractions. Masoodi et al.[49] suggested the

first flow model for natural fiber preforms with the help of wicking tests.

∇.
(
− Keq(t)

µ
∇P

)
= (b− 1)

∂εf,t
∂t

(2.10)

where, εf,t is the porosity of fibers at time t, Keq(t) is the equivalent permeability at

time t and b is the ratio of absorption to swelling rate. In the above equation 2.10,

the absorption rate of fibers was assumed to be directly proportional to the swelling

rate of fibers. A study by Schuchardtl et al. [50] showed that b = 1 whereas Javadi

et al. [51] experimentally found the value of b to be between 0.991-0.995 indicating

that the even though the contribution of right-hand side term is less, but should be

considered. Francucci et al. [48] tried to predict the flow front advancement using two

different methods, one where the preform permeability was constant and other where

the permeability of the preform varies heterogeneously with respect to fiber swell as the

immersion time of fibers is different along the injection length causing in different swell

ratios. The suggested model was similar to Equation 2.10 but without the sink term.

∇.
(
− K(t, x)

µ
∇P

)
= 0 (2.11)

In reality, it was shown that the liquid absorption and fiber swelling of flax fibers affect

the mass conversation of control volume forcing to consider both micro sink and source

in the Equation 2.11 because during the liquid impregnation into natural fiber preforms,

both fiber swelling and liquid absorption are functions of time and position of flow front

leading to a change in permeability of preform. Nguyen et al. [1] suggested a model with

aforementioned terms and experimentally validated it.

∇.
(
− K(t, x)

µ
∇P

)
= Smicro(t, x) (2.12)

where Smicro is the sink and source term at distance x for a given time t. The contribution

to the sink term was from the phenomenon of liquid absorption of flax fibers, whereas the

source term is linked to the phenomenon of fiber swell. It was found that the model holds

good at both lower and higher fiber volume fractions, unlike the other models (Equations

2.10, 2.11).

2.4 Void formation in composite materials

Regarding the sources of the voids in composites, in this work, the mechanical entrapment

of the air bubble will be focused on. It is the primary mechanism that leads to higher
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void content in the final composite part manufactured using the LCM process [38, 52, 53].

Air entrapment is caused by the dual scale structure of fabrics leading to the non-uniform

flow at the flow front. For the sake of easy understanding, the voids inside the fiber tow

are referred to as ”tow voids”, and voids that are observed in the channel are referred

to as ”channel voids”. Bréard [38] described the three main stages of resin flow through

a dual scale porous media, (a) filling of inter-tow spaces, (b) filling of intra-tow spaces

and (c) two-phase flow. In the LCM processes, during impregnation, the channel flow

(flow between tows) is dominated by viscous effects, and in the local regions with high

fiber content, i.e., tows, the flow is dominated by capillary forces. At high flow velocities,

flow between the tows is faster than flow inside the tows resulting in higher chances of air

entrapment inside the tows. Similarly, when the flow is dominated by capillary flow, the

air is entrapped in the channels leading to the formation of channel voids.

In the late 90s, researchers started to investigate the formation of microvoids during

liquid composite molding. Lundstrom et al. [54] studied the influence of process param-

eters on void formation in Resin Transfer Molding. They observed that the void content

increases along the length of injection, and the process parameters like injection pressure,

cure pressure, post-filling, and others have a significant effect on the final void content.

Also, they modeled air bubble compression during LCM using ideal gas law [55]. Follow-

ing the work, the research group of James Lee investigated the air bubble formation in

random mat [56–58]. Patel et al. [57] suggested a void formation model that considered

the modeling of the formation of air bubbles during impregnation and related it to their

experimental results by suggesting the use of modified capillary number which is the ratio

of viscous to capillary forces during impregnation.

Ca∗ =
µv

γcosθc
(2.13)

where µ is the viscosity of the liquid, v is Darcy’s velocity, γ is the surface tension

of the liquid, and θc is the contact angle between the fibers and liquid. The macroscopic

resin flow can occur in two directions relative to the fiber direction. Through analytical

modeling, it has been shown that when the flow is perpendicular to the fiber direction,

i.e., transverse flow, the voids are distributed throughout the composite, whereas in case

of flow parallel to the fiber direction, i.e., longitudinal flow, void formation is localized

to the flow front region [52]. For the parallel flow, void localization at the flow front

was also experimentally observed as significantly higher void content was found to be

closer to the vent side of the laminate. Previously, it has been shown that there exists

an intermediate velocity that results in low void content. This velocity is specific to a

particular reinforcement. Studies have found an optimal capillary number based on local

residual porosity for a given reinforcement type [52, 59–61]. Some studies even suggested
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Figure 2.7: General representation of variation of void content with modified capillary

number

that it can be investigated from capillary rise experiments [60, 62–64]. Several researchers

also studied the void formation mechanisms during RTM using analytical and numerical

models. Kang et al. [65] suggested a mathematical model that predicts the void formation

based on the competition between tow and channel flow fronts, which laid the path to the

void modeling during resin impregnation in LCM. A detailed review of modeling schemes

and approaches was presented in [35].

Void formation models are usually meant to predict the voids created at the flow

front for a particular instantaneous flow front velocity v at a particular point in time and

space. The overall concept of channel and tow void formation as a function of modified

capillary number is commonly represented, as shown in Figure 2.7. Gourichon et al. [61]

showed that for woven fabrics, there exists a transition plateau where a low void content

can be achieved for a relatively larger process window when compared to unidirectional

fabrics for which the process window is relatively smaller. The main reason for this

transition plateau for woven fabrics is that the capillary flow inside the weft and warp

tows, and the channel flow can reach the same value because of dual scale phenomena.

Several researchers pointed out that the optimum capillary number lies in the range of

10−2 − 10−3 [52]. Ruiz et al. [59, 66], in their works pointed out that Ca∗ lies in the

range of 0.008-0.01. Similar results were presented by Zingraff et al. [67]. Nevertheless,

the argument of optimum injection velocity holds, but the range of those values is highly

susceptible to fabric architecture.

2.5 Void characterization techniques

Even though the concept of an optimum injection velocity for high-quality composite

parts exists, a great hindrance in the implementation of the method can be noted from

the industrial point of view. The main issue is the characterization of ’optimum velocity.’
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As stated previously, this velocity is highly dependent on the fabric type and the resin

system. Thus, even with a slight change in their properties, the value of optimal velocity

will be significantly varied. Hence, this calls for an extensive experimental investigation

to understand the particularities involving in determining this velocity. Nevertheless,

the void formation models can be used, but the existing models in the literature are

either simplified for ease of estimation [64, 66, 68] or some do not take into account

the specificity of the actual flow inside the mold. Also, only a handful of models exist

which can completely simulate the void formation, compaction, and transport [52, 69, 70].

Therefore, in practice, even if these models are utilized to estimate the void content, they

are always used in tandem with experimental characterization. Experimentally, void

content can be characterized either during the mold filling (in-situ) or after the part has

been cured (ex-situ). In situ methods are mostly used in the research field and dedicated

to the study of void formation [68, 71, 72]. These methods include the usage of molds

fitted with dielectric sensors for detection of air bubble volume [68], thermal conductivity

measurements [71], or by measuring the air bubble volume using optical techniques [64].

These techniques are feasible only when the part is thin, as the detection of an air bubble

in thick parts is difficult. Recently, X-ray tomography was also implemented to study the

bubble formation, but it was limited to smaller samples such as a single tow, and not a

part scale [73, 74].

Ex-situ measurements are conducted on a cured composite part. This characterization

gives in-depth information about the shape of the void and their quantity at a low cost

yet laborious tasks. Of all techniques, microscopy is quite frequently used to characterize

the void content and morphology [75, 76]. The micrographs are treated to obtain black

and white images. The pixels are counted to obtain information regarding the voids

by using open-source software like ImageJ. The void content of composites is estimated

by extracting samples along the cross-section (see Figure 2.8). The preparation of such

samples is particularly challenging as the surface finishing of the microscopy specimens

should be clean, smooth, and flat. Any irregularity of the surface may lead to artifacts

and wrongful estimation of void content. Another way of void content measurement is

through isolation of fibers in a specimen either by matrix digestion or thermal degradation

of the matrix (burn-off tests). In matrix digestion, the composite is dipped into a beaker

containing a highly concentrated acid, which will dissolve the matrix. The remaining

fibers are washed and weighed to estimate fiber mass fraction and void content. Similar

to the matrix digestion method, in the burn-off test, the composite is placed in an oven and

heated to temperatures around 550◦C to degrade the matrix thermally. If the fiber volume

fraction is already known, the void content of the composites can be directly estimated

from density measurements. These two methods are mostly used for glass or carbon
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Figure 2.8: Image processing steps for micrographs of a carbon/epoxy composite [75]

Figure 2.9: Scan images of a Carbon/Epoxy fabric specimen: (a) planar section; (b)

thickness section; and (c) thickness section with detected voids [79]

fiber composites, at times basalt fiber composites. However, in the case of natural fiber-

based composites like flax or hemp, the latter method cannot be implemented because

the fibers start to degrade at 200◦C [77]. Although the method of matrix digestion

can be implemented for natural fiber-based composites, the selection of digestion acid

is quite important because some of the components of fibers may be affected, which in

turn can affect the estimation of fiber volume fraction. Therefore, microscopy and density

measurements are the only good options in the case of natural fiber-based composites.

On the other hand, Micro-CT can be used to determine the void content, position, and

shape. As mentioned earlier, however, it involves expensive equipment, and the specimen

size is restricted [78] (see Figure 2.9 ).

2.6 Flax fiber composites

As explained in the previous sections, the flax fibers themselves exhibit a non-linear be-

havior when subjected to tensile loading. For a unidirectional composite material, the
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flax or hemp composites can match with conventional glass fiber composites in terms of

tensile behavior, because the specific stiffness is equivalent due to their lower density.

When the strength of flax fiber composites is compared, the scatter of their properties

is less in comparison with the fiber tensile properties. In the case of bending properties,

it was found that, in terms of specific properties, flax fiber composites can even outper-

form common metals like aluminum [80]. Similar to that of single fiber tensile response,

unidirectional composites also do have a ’knee’ point around at 0.3% of strain indicating

the rearrangement of micro-fibrils inside the fibers [81]. Depending on the matrix type,

several types of damage mechanisms were identified by many studies either by micrograph

observations or in-situ tests, namely, (a) bundle cracking, indicating the individualization

of elementary fibers within a bundle, (b) transverse cracking of fiber bundles, (c) matrix

cracking, (d) fiber-matrix interfacial damage [82–86].

Madsen et al. [87] had investigated the effect of the process temperature on the me-

chanical properties of hemp fiber-reinforced thermoplastic composites manufactured by

a compression molding technique. The process temperature used for composite manu-

facturing is shown to affect the tensile properties of the composites. When processing

temperature is increased from 180 to 220 ◦C, the modulus is increased from 19 to 23

GPa, while the ultimate stress is decreased from 240 to 170 MPa, and the ultimate strain

is decreased from 0.021 to 0.012. The measured stress-strain curves are nearly identi-

cal for different process temperatures, whereas only the ultimate properties are changed.

Thus, it is indicated that the effect of thermal degradation is mainly confined to the fail-

ure mechanisms in the fibers, and they fail prematurely in composites processed at high

temperatures.

To ensure an effective stress transfer between the fiber and the matrix, excellent ad-

hesion between the two components is necessary. A good fiber-matrix adhesion improves

the strength of the composite. Because of the hydrophilic nature of the flax fibers and

the hydrophobic nature of (most) polymer matrices, the adhesion may not be perfect [88–

90]. Intimate contact between fiber and matrix is necessary for them to bond correctly.

This can be governed by the degree of wetting. If the wetting of the fibers is insufficient,

this may lead to bad interfaces which decrease the stress transfer between the fibers and

the matrix. Three main types of adhesion exist: physical adhesion which is deposition

of resin on the surface of the fiber, chemical adhesion is where the adhesion between

fiber and matrix is achieved by a change in the chemical composition of the fibers and

finally mechanical adhesion caused due to the interlocking of fiber and matrix [91]. These

mechanisms are explained in detail in Chapter 3.

Along with an excellent interface, a low void content is also required so that there is

no premature failure of the composite. For natural fibers, the void (residual and preform)
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Figure 2.10: Schematic of different types of porosities in natural fiber composites [87]

is highly dependent on several factors like the existence of fiber cavities (lumen), complex

surface chemistry of natural fibers, a heterogeneous cross-section of natural fibers, low

packing ability of fibers [87] (See Figure 2.10). It was stated by Madsen et al. [87] that as

the fiber volume fraction of composites is estimated from weight fraction, the presence of

fiber porosities (lumen) will lead to the wrong estimation of composite density. However,

in their study, their models predicted the lumen induced void content to be ≈ 0.025 for

Hemp/PET composites with an overall void content of 4.6%, and they assumed the same

for Flax/PP composites which had a total void content of 9.1%. It was pointed out that

this porosity (lumen) cannot be avoided and the only parameters that can be controlled are

the interfacial voids and matrix voids. Aslan et al. [92] showed that in reality, the lumen

occupies about 1.6% of the fiber area, and it does not largely influence the estimation of

fiber properties or porosity. Interfacial voids can be tackled easily by proper selection of

matrix system and surface treatment for fibers [93], whereas the impregnation induced

voids can be controlled by optimizing the manufacturing conditions of composites. On

the other hand, many works reported that the lumen collapses if the compaction pressure

is higher, which leads to the reduction of fiber induced porosity which either way was

found to be ineffective [94].

Unfortunately, none of the available works in the literature point out the relation

among the manufacturing parameters, the residual porosity content, and induced me-

chanical properties. In order to understand the relationships among processing condi-

tions, fiber volume fraction, and residual void content, a non-exhaustive list of references

is presented in Table 2.5, which provides interesting conclusions. Many works consid-
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Composite Method Processing condi-

tions

Porosity Characterization

technique

Ref

Flax/PP Compression

moulding

200◦C, 11bar

(staged consolida-

tion)

5-70 Density [95]

Flax/Epoxy Infusion injection at 23◦C,

post cured at 50◦C

for 16hours

17.2%

(Vf=37.8%)

19.3%

(Vf=34.4%)

Micrographs [96]

Flax/Epoxy Compression

moulding

90◦C at 0.1bar&

125◦C at 1 bar

0.07% C-scan [97]

Flax/Epoxy Compression

moulding

90◦C at 0.1bar&

125◦C at 1 bar

1.53% Micrographs [97]

Flax/PP Compression

moulding

200◦C at 20bar 0.42 Micrographs [8]

Flax/PLA Compression

moulding

175◦C, 1 Mpa 8.4 Density [98]

Flax/PU Infusion injection at 23◦C,

post cured at 65◦C

for 7 hours

16.3

(Vf=32%)

Micrographs [99]

Flax/epoxy Vacuum bag 24H at RT and 8

hours at 60◦C

3-20% Micrographs [94]

Flax/PP Compression

moulding

0.7 Mpa 3-8% Micrographs [87]

Flax/PP Compression

moulding

2.1 Mpa 9.1% Micrographs [87]

Flax/Epoxy Infusion RT curing 2.7% Micrographs [44]

Table 2.5: Process induced porosity content in flax fiber composites
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ered the compression molding process to manufacture the flax fiber-based composites and

extensively investigated the influence of processing conditions. Indeed, there are a signif-

icant number of works reporting the studies of flax composites manufactured with LCM

process, but only a handful of them studied the influence of process parameters on the

quality of composite. Pucci et al[44] concluded that the treatment of fibers is essential to

ensure good impregnation and fiber wetting,and in their case, the residual void content

was decreased from 2.7% to 1.2%.

As previously mentioned that the flax fibers are highly hydrophilic, their composites

are highly susceptible to weathering. Even after using highly hydrophobic matrices, it

was observed that the properties of the flax fiber composites drastically dropped after a

week of water immersion. Reggazi et al. [100] investigated the influence of water aging of

flax/PLA composites with two different fiber contents on creep behavior. They observed

that when samples were aged at two different temperatures, the composites exhibited an

improved creep behavior and a prolongation in time to failure of the composites. This

was attributed solely to the plasticizing effect of composites, which makes them ductile.

In fact, the same authors also reported in another work that the lost properties of the

composites during aging can be obtained by drying them [101]. They also identified a

threshold period for each property of composite, which can be regained by drying. It

should be noted that water aging is the worst-case scenario even if the composites are

usually coated with other substrates or painted.

2.7 Conclusion

Among previous studies on the processing of natural fiber composites using LCM, most

contributions just concentrated on the resulting mechanical properties rather explaining

the physics behind the process. Recently, works by Pucci et al. [44, 102, 103] and Nguyen

et al. [1, 43] shed light on the physics behind on the capillary behavior and macroscopic

flow in natural fiber media. Nevertheless there are several factors which were either

overlooked or not considered in their proposed models. It should also be noted that no

work has addressed the void formation mechanisms in natural fiber media during LCM.

To sum up, the following issues were not addressed in the literature.

1. Understanding the effect of LCM process parameters on the part quality

A significant amount of work has dealt with the composites of synthetic fibers like

glass and carbon explaining the sources of voids, their creation, and possible ways to

reduce their content. In the case of natural fibers, there are some works where the

authors dealt with this problem and provided plausible solutions but were restricted

only to Autoclave [104] or Compression molding [105]. This part of the work will
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be carried out using the models in Equation 2.12 to consider processes where resin

flow is predominant.

2. Linking processing conditions and mechanical characterization of flax

fiber composites

It has been previously mentioned that due to the particular properties of natural

fibers like liquid absorption and fiber swelling, there exists a complex interface be-

tween the fiber and the matrix. This is mostly governed by the resin absorption

during the manufacturing step. It is also argued that in contact with the humidity,

the fiber swells and induces stress on the matrix enclosing the fiber. In other words,

the method suggested by Bensadoun et al.[106] to estimate the tensile properties of

natural fibers should be refined by considering the phenomena as mentioned earlier.

3. Implementation of a bio-based thermoset resin as matrix for flax fiber

composites

There are several works about bio-based thermoplastic composites [107–111] but

in case of thermoset composite, there are only some works addressing partially

bio-sourced composites. Hence, in this work, a bio-sourced thermoset resin and

its flax composites will be characterized. Most importantly, as both materials are

bio-sourced, their durability in extreme environments is studied.

Considering the above stated issues, the overall objective of this dissertation is to inves-

tigate and explain the phenomena that take place during manufacturing and testing of

100% bio composite laminates aiming at high performance structural applications.
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Chapter 3

Tensile characterization of flax fibers

3.1 Introduction

In the previous chapter, the issues pertaining to tensile characterization of flax fibers were

described. It was also pointed out that the fiber tensile strengths are also dependent at

which processing step these fibers are being characterized. In the Figure3.1, it can be

noted that there are various steps between the harvest and the final product. A handful

of studies in the literature has pointed out that fibers which are scutched can be directly

used as reinforcements without combing/hackling them [8]. In that study, it has been

pointed out that both scutched and hackled fibers exhibit similar performance whereas

scutched fiber had a higher hand. As the fibers undergo combing steps, there is a higher

chance for them to get damaged and lose their integrity. On the other hand, it will be

difficult to remove the pertaining impurities around the fibers without hackling. There has

always been a constant criticism on the method of characterization of tensile properties

of natural fibers. A conventional method that has been adopted by every research group

is single fiber testing, but many have reported that this method, although provides value

is not accurate because there are several factors influencing it. Firstly, the measurement

of the diameter of the fibers and their cross-section is not straightforward. These two

parameters are neither constant along the fiber nor reproducible for other fibers. This

leads to high variations in the tensile strengths and moduli (as seen in Table 2.2. [Details

are presented in Chapter 2]).

In this study, after assessing the pros and cons of the available testing methods, Im-

pregnated Fiber Bundle Test (IFBT) method was selected as a suitable test. This method

relies on the estimation of fiber properties from composite properties. For this reason,

it can be argued that there will be an effect of processing conditions on the estimated

properties. In fact, it has also been debated that if this IFBT method is utilized, the

efficiency factor (factor defining the contribution of reinforcement to the strength of com-
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Figure 3.1: Flow chart depicting the production chain of flax fiber

posite) is dependent on the individualization of flax fibers and their quality [14]. This fiber

individualization can be associated to the degree of retting and the processing conditions

[20].

To characterize the process-induced-properties of fibers and overcome the fibers slip-

page, the IFBT was recently reported as a potential method applicable in the case of flax

fibers [106]. According to this method, a priori assessment of the tensile properties of a

UD composite and of its matrix is required. The effective Young’s modulus and tensile

strength of the fibers are back-calculated from the properties of the UD composites and

of the matrix using micro mechanical models such as the rule of mixture. In this con-

text, two assumptions should be satisfied. From the mechanical point of view, the matrix

should have a high ductility to guarantee higher failure strain than the fibers. From the

processing point of view, a good impregnation quality with a limited content of residual

voids is required. Based on collaborative work between five laboratories, a comparison be-

tween back-calculated elastic moduli indicated that the IFBT method was more efficient

than elementary fiber tests [106]. However, no clear reasoning was provided to explain

the scattering of the results for tensile strength [106].

A non-extensive literature review indicates that the variability of the tensile strength

of natural fiber composites can be related to different parameters which can be classified

into three major categories [112]. The first category encloses the parameters affecting the

intrinsic characteristics of flax fibers such as the change in cross-section due to swelling

caused by resin absorption, moisture absorption, or due to shrinkage caused by desorption.

Elevated processing temperature (higher than 180 ◦C) can also cause a degradation of the

mechanical properties of flax fibers [77, 113, 114], and a change in the microfibrils angle

[43, 115]. The second category is related to the parameters which can influence the
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Figure 3.2: Schematic of a liquid drop wetting a solid substrate with

mechanical properties of the matrix such as the curing conditions in the case of thermoset

matrix composites by affecting the cure kinetics and the activation energy of the cross-

linking reactions [116]. The third category is mostly related to the parameters affecting

the interfacial bonding between the fibers and the matrix. Four principal mechanisms, in

general, explain interfacial bonding between natural fibers and matrix: molecular inter-

diffusion, electrostatic adhesion, chemical bonding, and mechanical interlocking [91, 117].

The predominant bonding mechanism in the case of untreated flax fibers is the mechanical

interlocking. The interface forms by a mechanical anchoring of the matrix on the rough

and non-uniform surface of the external cell-wall of the flax fibers [1, 118]. Also, surface

fiber treatments such as alkali or silane treatments can help to produce free radicals on

fiber surface which can interact with matrix molecules by enhancing chemical and inter-

diffusion bonding mechanisms [119, 120].

Physical adhesion is dependent on the surface energies of the matrix and the fiber. A

good interaction is obtained when the matrix and fiber have a low contact angle. The

following equation describes the wetting (See Figure 3.2)

γSG = γSL + γLGcosθc (3.1)

where γSG is the force tending to spread the liquid and γSL is the force tending to pull it

into a drop. Good wetting is obtained when the contact angle (θc) approaches zero which

is usually achieved when there exists a chemical similarity between matrix and fibre.

Several types of physical treatments exist to improve the wettability of fibers. The

most used ones for fibers are the cold plasma and the corona treatments. In the cold

plasma treatment, fibers are exposed to plasma (partially ionized gas) which makes their

surface more reactive without affecting their bulk properties [117]. The corona treatment

is based on the discharge that occurs when there is a localized electric field gradient on

the surface, which in return causes the ionization and electrical breakdown of the air near

the fiber surface. The polarity of the surface is increased during treatment by introducing
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polar functional groups such as hydroxyl groups. This treatment is not limited to natural

fibers, and Calgar et al. [62] applied this for glass fibers to increase the wettability.

Chemical adhesion is obtained by chemically bonding the fiber and the matrix. It

can be done by introducing a coupling agent as a ternary reactant to form bonds be-

tween the hydrophilic fiber and the hydrophobic matrix. The chemical treatment can be

performed on either the fiber or the matrix material. A commonly used treatment in

flax-polypropylene (PP) composites is the addition of maleic anhydride (MA) to the PP

to increase wetting and adhesion. The MA forms a covalent bond between the anhydride

group of the MAPP (hydrophobic PP) and the OH group of the cellulose (hydrophilic

flax). A series of chemical treatments are also applied to flax fibers, such as acetylation,

mercerization, or silanization. With the alkali treatment, also known as the merceriza-

tion process, cellulosic fibers are treated with sodium hydroxide (NaOH), which aims at

removing the hydrogen bonds. The addition of NaOH to flax fiber helps the ionization of

the hydroxyl group to the alkoxide [121]. This process directly influences the composition

of cellulose, the degree of polymerization, and the dissolution of lignin and hemicellu-

losic compounds. Indeed, the alkaline treatment not only makes the natural fiber less

hydrophilic, but it also removes the impurities and certain quantities of waxes and pectin.

As a consequence, the fiber surface becomes more uniform while the surface roughness

increases resulting in increased mechanical interlocking and fiber-matrix adhesion [122].

Even from a processing point of view, this treatment was proved to be efficient because

it decreased the resin infusion time when compared to untreated fibers [48].

Hence, there are several variables to be considered before the characterization of flax

fibers. As stated earlier, the composites themselves exhibit different properties depending

on their processing method. Thus, in order to validate the feasibility of IFBT method to

characterize tensile properties of flax fibers, the parameters which affect the fibers should

be ruled out. With respect to flax fibers themselves, the fiber treatment highly affects the

fiber matrix adhesion and it would be of best interest to consider untreated fibers as it

would be a humongous task to characterize every possible treatment, which is out of the

scope of this study. Secondly, the manufacturing process should also be consistent and

reproducible. Hence, compression molding was selected to be the best option, because

the processing parameters to produce a high-quality composite was already investigated

by Cadu et al. [105]. It was stated that the most critical parameters affecting the

mechanical properties of composites processed using the thermo-compression process are

fiber conditioning, pressure level, cooling speed, mold exit temperature, and post-curing

duration [105].

To our best knowledge, the influence of some other parameters such as the curing

temperature, and the curing duration have not been investigated. The current study
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focuses on the influence of the cure temperature and duration for unidirectional (UD)

flax composites manufacturing on the back-calculated effective properties of an untreated

flax tape according to the IFBT method. UD flax fiber composites were fabricated by

hand layup and isothermal compression molding according to four different curing cycles.

Firstly, the impregnation quality was assessed to verify the assumptions of the IFBT

method. Secondly, the mechanical tests were conducted on composite specimens and

neat matrix to back-calculate their tensile properties. Finally, microstructure analyses

were conducted to explain the causes of the scattered values of the tensile strength of

flax fibers. Particular attention was paid to the fracture mechanisms and the interfacial

quality to point out the modification of the interfacial bonding.

3.2 Materials

Unidirectional flax-fiber tape FlaxtapeTM110 (Lineo, Belgium) having an areal weight of

110g/m2 was used as reinforcement. The UD flax fibers within the tape were maintained

aligned by the reactivation of their natural pectin cement without application of any

additional surface treatments. To impregnate the flax fibers, an epoxy resin Prime-27

(Gurit, Switzerland) was used. As recommended by the supplier, the resin was mixed with

a hardener Prime-20 (Gurit R©, Switzerland) concerning a stoichiometric ratio of 100:28.

This resin has a relatively low viscosity (265-285 mPa.s at 25◦C), low exothermic reaction

during the cross-linking reaction and limited shrinkage [123].

3.3 Manufacturing of UD composites

UD composite plates were manufactured using hand-layup process followed by isothermal

compression molding. Neat epoxy plates and unidirectional composite laminates with

13 plies ([0]13) were prepared according to four different manufacturing cycles. Each

cycle comprised five consecutive steps: cutting (1), drying (2), hand-layup (3), isothermal

compression (4) and post-curing (5) [Figure 3.3].

In the hand-layup process, dry UD flax tapes which had been dried at 60 ◦C for

14 hours, were placed in a rectangular mold with dimensions 270×40mm2. To avoid

the increase of the resin viscosity during the impregnation process, the mold was also

preheated to the same temperature as the curing temperature. Then, the resin mixture

was gently applied by a roller on a dry fiber ply, and another dry fiber tape ply was put

on this resin layer in the mold. This procedure was repeated until the total number of

plies was reached. Subsequently, the impregnation of fibers by the resin was induced by

the upper mold closing. In this study, the differences between these cycles were limited
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Figure 3.3: Schematic of manufacturing steps

to a change of the duration and temperature of the isothermal compression step in the

aim of enhancing the impregnation quality by decreasing the viscosity and reducing the

curing time of the matrix. The process parameters were selected based on trial-error tests

to measure the gel time of the used epoxy during isothermal curing carried out at 25,

60 and 80◦C referred to as the “RT”, “60” and “80” cycle respectively. A second cycle

at 80◦C (“80S” cycle) is conducted with a reduced consolidation duration of 20 minutes.

To ensure the complete cure of the resin, post-curing step was adopted in a temperature

regulated oven. The parameters of the manufacturing cycles are provided in Table 3.1.

The composites were cooled under natural convection.

Cycle Reference Temperature (◦C) Duration (min)

RT 25 1020

60 60 80

80 80 40

80 S 80 20

Table 3.1: Isothermal cure parameters

3.4 Characterization

3.4.1 Differential Scanning Calorimetry analysis

In order to gain more insight into the cure kinetics of the epoxy during isothermal compres-

sion step and post-curing, isothermal DSC measurements were conducted at 60, 70 and
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80◦C. Measurements at 25 ◦C were not considered because their corresponding isothermal

compression duration was too long, viz. 17 hours. Samples of 5 to 10 mg were extracted

from the freshly mixed resin at 25◦C and encapsulated in aluminum pans. The average

duration from the start of the resin/hardener mixture to the start of each isothermal DSC

measurement was fixed to 15 minutes. Each measurement sequence comprised a tempera-

ture ramp of 100◦C/min from 25◦C to the target temperature which was then maintained

for 90 minutes to guarantee a total cure of the samples. This temperature ramp helped to

achieve the target temperature faster by preventing the reaction of epoxy during heating.

Dynamic DSC measurements were conducted to measure the glass transition temperature

(Tg) of the post-cured epoxy in the cured neat matrix and composite plates. Samples of

10 to 12 mg were exposed to two successive temperature sweeps between 25◦C and 140
◦C at 10 ◦C/min. All isothermal and dynamic DSC measurements were conducted on

the same differential scanning calorimeter (DSC1, Mettler Toledo) and under a nitrogen

atmosphere.

3.4.2 Laminate quality assessment

Out-of-autoclave manufacturing of laminate composites is known to generally induce resid-

ual void contents. Thus, to evaluate the void content of the manufactured composite

plates, density measurements and SEM analyses were considered.

Density measurements

The density of the composite samples was measured using Archimedes principle. Two

samples of rectangular geometry 20 × 40 mm2 were extracted from each composite plate

to measure the density of composites. The thickness of the samples was measured at

each test. Dry mass (Mair) and immersed mass (Methanol) were measured using a micro

balance (Mettler AE160) with an accuracy of 10−4g. Ethanol with a density of 0.789g/cm3

(Ethanol) was used as an immersion liquid. The density and void content (Vφ) of the

composite specimens were calculated by Equation 3.2 and Equation 3.3, respectively.

ρc =
Mairρethanol

Mair −Methanol

(3.2)

Vφ = 1− ρc

[
wf
ρf

+
wm
ρm

]
(3.3)

Where, ρc, ρm, and ρf are the densities of the composite, matrix (1.09g/cm3) and

fibers (1.5g/cm3) respectively. wm and wf are the weight fractions of the matrix and the

fibers respectively.
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SEM observations

SEM micrographs based on secondary electrons were acquired using Joel Neoscope 6000

equipment. Microstructure arrangement within the thickness of the manufactured com-

posite plates was observed at a lower magnification (x60) to detect residual voids and at

(x800) to examine the fiber/matrix interface. The corresponding samples were extracted

using a band saw then polished with alcohol-based lubricant, and finally, a thin layer of

gold was sputtered. Complementary SEM analyses were also conducted after the tensile

tests to examine fractured faces.

3.4.3 Tensile tests

All tensile tests were conducted at a uniform crosshead speed of 2 mm/min on an Instron

1185 machine which was equipped with a 10 kN load-cell and an extensometer with a

gauge length of 50 mm. At least five composite and five neat resin samples were tested

for each manufacturing cycle. The composite samples had a rectangular geometry of

250 × 10mm2 whereas the neat resin samples were dog-bone-shaped as defined by the

standard ISO 527-2. All the samples were conditioned at 23◦C for 24 hours at a relative

humidity of 50%.

3.4.4 Back-calculation of the tensile properties of fibers

The rule of mixture, as described in Equations 3.4 and 3.5, was used to back-calculate

the tensile properties of UD flax tape from the properties of composites and of matrix.

Ef = (Ec − Em((1− Vf ))/Vf (3.4)

σf = (σc − σ∗m(1− Vf ))/Vf (3.5)

where the subscripts f , m, and crepresent the fiber, the matrix and the composite, respec-

tively. As the epoxy used in this work is more ductile than the fibers, we can assume that

the failure mechanism of the composite specimen is dominated by fiber breakage. Hence,

it is necessary to calculate the stress in matrix at failure (σ∗m) as the product Em × εc,
where εc is the failure strain of the composite. The application of such procedure relies

on the assumption of perfect interfacial bonding between the fibers and the matrix and a

limited void content.
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Figure 3.4: Isothermal DSC measurements: heat flow evolution of resin for each cycle

3.5 Effect of curing temperature on physicochemical

properties

Figure 3.4 shows that the cross-linking reaction of the epoxy exhibits two different thermal

regimes. The first regime takes place for the first 60 seconds and marks the initiation of

the cross-linking reaction. By increasing the temperature of the isothermal plateau from

60 ◦C to 80◦C, the reticulation reaction is accelerated as indicated by the increase of the

corresponding areas of the exothermic peak, which are 13.4, 17.4 and 22.7 % for 60, 70

and 80 ◦C, respectively. The second regime is marked by a drop of the heat flow and a

slower advance of the cross-linking reaction as the heat flow tends towards an asymptotic

level. To gain more insight in the curing kinetics of the epoxy during the steps four and

five of the manufacturing cycle (see Figure 3.3), the degree of cure α(t) was calculated by

Equation 3.6

α(t) = (∆H(t))/(∆HT ) (3.6)

where ∆H(t) is the heat of reaction at time (t), and ∆HT is the total heat of the reac-

tion of the epoxy mixture. To illustrate the change of cure kinetics during the isothermal

compression, ∆HT (1159.8 W/g) was obtained by integrating the heat flow measured

over time during the isothermal DSC test conducted at 80◦C. As illustrated in Figure

3.5 which shows the time evolution profiles of the cross-linking reaction, the epoxy cure
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Figure 3.5: Time dependent evolution of degree of cure

cycles exhibit two-step paths of different kinetics. By considering the manufacturing cycle

“80S” as an illustrative example, the cross-linking reaction advances during the first step

following the same profile of the cycle “80” until it reaches degree of cure of 0.58 at the

end of the isothermal compression step (i.e. 1200 s). During the second step, viz. the

post-curing operation, the advance of the cross-linking reaction follows the same curing

rate as the cycle “70” (i.e. the same slope in Figure 3.5) until it reaches the total cure

of the matrix (i.e., α ≈ 1). The relative degrees of cure at the end of the isothermal

compression step for the cycles “60” and “80” are 0.58 and 0.72, respectively. The glass

transition temperature (Tg) values obtained from the dynamic DSC measurements also

confirmed a high cross-linking level following the two-step curing cycle All the glass tran-

sition temperatures of the neat matrix range between 71.5 and 78.2◦C (determined using

tangent method) which is higher than the reference Tg of 69.4 ◦C indicated by the epoxy

supplier (see Table 3.2). At least 3-4 samples have been tested to be sure of the obtained

value. Moreover, the cure kinetics according to the cycle “80” seems to be as efficient

as the cycle “60” in spite of its shorter curing duration. The increase in Tg values could

be due to the decrease in the activation energy of the system thereby allowing higher

cross-link density and resulting in higher Tg [124]. Similar results of the Tg values which

ranged between 75.2 and 82.5◦C, can be also verified from the composite samples.

Tg levels of the composite samples were higher, however, than those of the pure resin
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Cycle Matrix Composite

RT 71.5(±0.6) 75.2(±0.7)

60 78.0(±0.6) 79.7(±0.5)

80 78.2(±0.5) 82.9(±0.8)

80S 75.5(±0.8) 75.2 (±0.8)

Table 3.2: Glass transition temperatures of neat epoxy and composites

samples (see Table 3.2). The increase of Tg values was limited to 5.2, 2.2 and 6.3 %

for the cycles “RT”, “60” and “80” respectively. In the literature, a few studies have

indicated such an increase of Tg values between 10 to 27 % after the addition of natural

fibers [125–127].The actual cause responsible for Tg change has not clearly been explained

in the literature, and more investigations are still required to verify some of the following

assumptions. The increase of Tg can be hypothetically attributed either to a reduction

of the activation energy of the cross-linking reactions or to an enhancement of the ther-

mal conductivity between the tooling and the core of the matrix due to the presence of

reinforcements which is usually in the case of synthetic fibers [128, 129]. It could also

be induced by an increase of the ratio of some functional groups at the surface of the

natural fibers which may enhance the chemical bonding between the fibers and the resin

molecules, therefore, restricting the movement of polymer chains. The latter cause seems

to be more probable as the natural fibers have low thermal conductivity. Nevertheless,

the same Tg value for the resin and the composite samples processed by the cycle 80S

requires more investigations to verify that assumption.

3.6 Qualitative and quantitative assessment of resid-

ual voids

The density measurement results presented in Table 3.3 indicate that the manufactur-

ing cycle composed of hand-layup and isothermal compression molding guarantees good

controls of the fiber volume fraction around 51 ± 2% and of fiber distribution with the

absence of resin rich zones as shown by the SEM micrographs in Figure 3.6. Moreover, the

increase of the curing temperature decreases the average void contents which correspond

to 1.93, 1.67 and 1.60 % for the cycles “RT”, “60” and “80”, respectively. At the same

curing temperature, i.e. 80 ◦C in this case, the increase of the curing duration decreases

the average void content (cf. the cycles “80” and “80S”). Nevertheless, the scattering of

void contents highlights that the reproducibility of high-quality impregnation (i.e. void

content < 2%) is limited. Considering the fiber reinforcement drying and the resin de-
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Cycle Plate

Index

Fiber

mass(g)

Sample

thickness

(mm)

Fiber vol-

ume frac-

tion (%)

Void

Content

(%)

RT 1 17.7 1.7 52 1.8

2 18.2 1.8 51 1.9

3 18.1 1.8 51 2.1

60 1 17.5 2.0 53 1.4

2 17.4 2.0 51 2.2

3 17.0 2.0 52 1.4

80 1 17.8 1.7 49 1.5

2 18.0 1.7 51 1.2

3 17.7 1.7 51 2.1

80S 1 18.4 2.0 50 2.3

2 17.8 1.9 51 2.2

3 17.1 2.0 53 2.6

Table 3.3: Fiber mass, fiber volume fraction and residual void content of composite plates

gassing before the molding process, this limitation seems to be related to the intrinsic

structure of the flax preforms such as distorted or fractured technical fibers which may

potentially trap air pockets during hand-layup and the isothermal compression steps, as

shown in SEM images in Figure 3.6 [130].

Alongside with voids, Figure 3.6 shows the presence of a significant amount of macro-

scale (x60 magnification) cracks . These cracks are supposed to be induced by the SEM

samples polishing which leads to the coalescence of mesoscale (x240 magnification) cracks

in zones of the high plasticity of the matrix with interfacial debonding. Even if these

meso and macro-scale cracks are not directly induced by the manufacturing process, their

presence can provide an indication about the quality of the interfacial bonding. Figure

3.6b shows that for a sample prepared by the cycle “RT”, macro-scale interfacial debond-

ing between the matrix and the technical flax fibers exhibits a total separation between

the matrix and the fibers without altering the external cell-wall of the technical fibers.

At higher temperatures (60◦C and 80◦C), however, similar meso-scale debonding cracks

seem to be associated with the partial separation of the outer layers of technical fibers

from the matrix because the cell-walls are partially torn off from the technical fibers.

Such meso-scale SEM observations indicate an enhancement of the interfacial bonding

between the matrix and the outer cell-walls of some technical flax fibers with the increase

38



Figure 3.6: Micro structure of UD composites at two different magnifications (x60 on left

and x360 on right)

39



of temperature.

As described previously, interfacial bonding between natural fibers and epoxy is in

general classified into four principal mechanisms: molecular inter-diffusion, electrostatic

adhesion, chemical bonding and mechanical interlocking [91, 131]. Because the fibers of

flax tape used in this work were not subjected to any surface treatments, the mechanical

interlocking mechanism is predominant. This mechanism corresponds to a mechanical

anchoring of the resin on the outer surface of the flax fibers. As reported by Le Duigou et

al.[132] working on laser confocal microscopy measurements, the mean penetration lengths

of an epoxy resin polymerized at 65 ◦C during 14 hours can reach up to 1.7 µm and 2.2

µm for Hermes and Electra flax fibers, respectively. By increasing the impregnation

temperature, the viscosity and contact angle of the epoxy resin decrease and induce an

increase in the wettability of the flax fibers, and thus better mechanical interlocking can

be achieved [133, 134].

3.7 Variation of tensile properties of composites with

cure cycle

Figure 3.7 shows the typical stress-strain curves of flax-epoxy composite samples prepared

by the manufacturing cycles presented in Table 3.1. It can be noticed that the curves

include two slopes which are the first linear-elastic region between 0% and 0.1 % of strain,

followed by a strain softening region between 0.2 % and 0.3 % of strain. The point of slope

decrease is known as the knee-point, and it is commonly observed in stress-strain curves of

flax fiber composites. According to the literature, the knee-point is the results of opposite

effects. On the one hand, it marks the initiation of strain softening mechanism which

is notably related to the visco-elastic or visco-plastic behavior of the elementary fibers

composing the technical flax fibers of the tape or to the failure of the pectin-rich regions

in-between the elementary fibers causing them to slide. On the other hand, the increase

of tensile load induces the re-orientation of fibrils of the secondary wall of elementary flax

fibers which causes a strain hardening effect [10, 135]. Moudood et al. [2] have indicated

that this knee-point was dependent on the initial moisture content of fiber preforms and

an increase of the moisture content caused its shift towards lower stress levels.

Two elastic moduli (referred to as E1 and E2) were calculated within the strain range

of 0-0.1% and 0.3%-0.5% as suggested by Bensadoun et al.[106]. Theoretically, E1 corre-

sponds to Young’s modulus, and E2 corresponds to the stabilized elastic modulus following

the stabilization of the intrinsic non-linear behavior of flax fibers. The average values of

E1, E2 and the tensile strength of the composite as well as the neat matrix samples,

are presented in Figures 3.8 and 3.9. The tensile properties were greater in the case of
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Figure 3.7: Stress-strain curves of UD composite samples

specimens obtained by the cycles “60” and “80” than by the cycles “RT” and “80S”. The

experimental results clearly show that the tensile properties of composites are dependent

on the manufacturing cycle. From the cycle “80” to “80S”, the tensile strength and the

moduli E1 and E2 of composite have decreased by 23.6, 20.2 and 19.7%, respectively. The

origin of such decreases in the tensile properties is directly linked to the imposed dwell

time under the pressure as the other process parameters were maintained constant. The

decrease in the dwell time of the isothermal compression from 40 to 20 minutes may affect

some mechanisms which can alter the interfacial bonding, such as the advancement of the

resin curing and the penetration of the matrix into the cell walls of flax fibers.

The effect of the resin curing on the interfacial bonding can be excluded from the tensile

test results of the matrix and of the composite samples manufactured by the “60S” and

“80S” cycles. Indeed, the similarity of the degree of cure (i.e. 0.58; see Section 3.5 and

Figure 3.5) at the end of step 4 for both manufacturing cycles, has resulted in a very

small difference in the tensile properties of the neat matrix samples obtained by the “60”

and “80S” cycles (see Figures 3.8 and 3.9). Given that the average moduli E1 and E2 are

almost the same for the “60” and “80” cycles, the hypothesis of the matrix penetration

into the cell wall of flax fibers is more convincing. Nevertheless, the similar values of E1

and E2 for the “60” and “80” cycles indicate that the resin penetration did not affect

the stress softening region of the tensile behavior of the composite samples. Thus, resin
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Figure 3.8: Tensile modulus of UD composites and neat matrix

penetration did not affect the stiffness of the elementary fibers, which is governed by

hardening of pectin, gradual crystallization of cellulose present in fibers, etc.[136]. The

increase of the tensile strength of composite by 7.4 % in the case of “80” cycle compared

to the “60” cycle also implies that the deep resin penetration enhanced by lowering the

resin viscosity at higher temperature strengthened the mechanical interlocking between

the interface between the external cell wall of technical fibers and the matrix as stated

in the previous section. The same principle can apply to explain the difference between

the “80” and “80S” cycles. Even at the same temperature, viz. 80◦C, the time for resin

penetration at the “80S” cycle was not sufficiently long and the mechanical interlocking

effect was smaller than that in “80” cycle. For the “RT” cycle, the small tensile moduli

is correlated with the weak mechanical interlocking as described in Section 3.6. It has

been widely known that elementary plant fibers have porous structures and absorb certain

liquid through the fiber cell walls. As the liquid is absorbed into plant fibers, the fibers

swell. Nevertheless, it is still difficult to directly observe the resin penetration into the

fiber cell walls. Given the small thickness of cell walls and tiny pores on the surface of flax

fibers ranging between 16 to 38 angstroms, intensive characterization studies are required

for a comprehensive analysis [132].

Figure 3.10 shows the fractographs of transverse fracture surfaces where the predom-

inant failure mechanisms are supposed to be dependent on the manufacturing cycle. In

fact, for the sample of the “RT” cycle (see Figure 3.10a), matrix cracks between technical

fibers can be observed along with the presence of fractured fiber bundles and the neat
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Figure 3.9: Tensile strength of UD composites and neat matrix

surface of single fibers which were pulled out. This observation indicates a relatively weak

interfacial cohesion between the matrix and the fibers. In the case of the samples prepared

by the “60” cycle (see Figure 3.10b), we can observe elementary fibers decohesion and

significant longitudinal breakage of technical fibers. It is clear that even when the fibers

decohesion takes place, there is a significant amount of matrix surrounding the fibers.

Also, the fractured surface of “60” samples show small fiber-like structures around the

failed fiber regions. These thin structures are the outer cell-walls the fibers which were

peeled off during the failure of the composites. In the case of “80” cycle, the presence

of residual voids can be observed and the fracture surface shows a significant amount of

peeled fiber cell walls (see Figure 3.10c), which implies a strong mechanical interlocking

between the fibers and the matrix. This is also coherent with the observations made by Le

Duigou et al.[132]. This proves the assumption of the improved mechanical interlocking.

In Figure 3.10d, the decohesion between the matrix and flax fibers exhibits less peeling

of cell walls than that of “80” cycle due to the high void content which was the precursor

of composite failure.

The IFBT method was adopted to investigate the influence of resin curing cycle on the

tensile properties of flax fibers. In Figures 3.8 and3.9, it can be noticed that the proper-

ties of the composites exhibit significant changes according to the cure cycle, whereas the

matrix properties remain constant. This implies that there is a significant change either in

the properties of fibers or in the stress transfer between fibers and matrix. To understand

these changes caused by the cure cycle, the back calculation of tensile properties of fibers
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Figure 3.10: SEM images of fractured surfaces of composite samples

was performed. Conceding the assumptions of the rule of mixture such as perfect interfa-

cial bonding between the fibers and the matrix and very low void content, a threshold of

2% void content was considered. Thus, the calculation of fiber strengths was only carried

out for cycles ”RT”,”60” and ”80”. Based on the results obtained from ANOVA analysis

(See Table 3.4), significant differences were observed only in case of tensile strength and

E2. Figure 3.11 and Figure 3.12 show that the back calculated flax fiber properties by

the IFBT method of the ”60” and ”80” cycles had maximum relative variations about

10.5% and 7.5% for strength values respectively. The fiber strength, in particular was

the highest in case of ”80” cycle. This difference of back-calculated strengths of fibers

between the cycles ”60” and ”80” can be attributed to the change of interfacial bonding,

as explained in the Section 3.6. This result suggest that the reliability of back-calculated

tensile strength of flax fibers is dependent on the mechanical interlocking between matrix

and flax fibers.

A comparison was made between the tensile strength data obtained in this work and

the literature values in Figure 3.13 [8, 81, 85, 105, 113, 126, 137, 138]. It can be verified

that the highest strength of the impregnated fibers is obtained by the cycle 80 adopted

in this work. This implies that the impregnation process at 80 ◦C which increases the

degree of mechanical interlocking of fibers and matrix, seems the most reliable method

to improve the mechanical properties of flax composites even with the presence of a few
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Composite Matrix

Cycle
Tensile strength

(MPa)

E1

(GPa)

E2

(GPa)

Tensile strength

(MPa)

E

(GPa)

RT 395.19 ± 32.96 43.22 ± 4.27 30.32 ± 3.63 70.61 ± 3.55 3.1± 0.63

60 406.86 ± 6.71 49.93 ± 6.33 31.08±1.97 73.40± 8.45 3.19±0.27

80 436.92 ± 30.41 49.60 ± 4.19 31.9 ± 1.236 78.85 ± 0.59 3.09±0.04

80 S 333.22 ± 30.02 39.61 ± 4.79 25.63 ± 1.80 74.09 ± 1.30 3.03± 0.07

P-value 0.0045 0.024 0.0071 0.0413 0.1114

Table 3.4: ANOVA result for tensile properties of UD composites and matrix

Figure 3.11: Back calculated tensile modulus of flax fibers
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Figure 3.12: Back calculated tensile strength of flax fibers

Figure 3.13: Comparision of composite strength and back-calculated fiber strength be-

tween literature and this work
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residual voids. This also suggests that the reliability of back-calculation of fiber properties

is dependent on the manufacturing process. Therefore, an optimum process cycle should

be considered before characterizing the fiber properties, in particular tensile strength,

which could otherwise lead to scattering in the results as presented by Bensadoun et al.

[106].

3.8 Conclusion

The influence of manufacturing cycle on the mechanical properties of flax-epoxy compos-

ites was investigated. The quality assessment of composites was carried out by measuring

the void content of the laminates. The void content was found to decrease with increase

in curing temperature. It was reported that the void contents in all the cases except for

the cycle “80S” were smaller than two percent which might not significantly degenerate

the mechanical properties. This satisfies the first requirement to use IFBT. The second

hypothesis of the good interface was proved by SEM observations. The fractography im-

ages supported the hypothesis of resin penetration into fiber walls, because more cell-walls

were peeled off for the sample of the cycle “80” indicating a good fiber-matrix interfacial

adhesion. The curing duration under pressure also played an important role to deter-

mine the quality of composites even at the same curing temperature, e.g. 80 ◦C in this

work. The influence of temperature on the physicochemical behaviors of both neat epoxy

and composites was also examined by the measurement of glass transition temperature

whose value was higher for higher temperature cycle in both the cases of neat epoxy and

of composite. It should be also noted that the composite specimens exhibited a higher

glass transition temperature than the neat epoxy. It was observed that the processing

temperature had a substantial effect on the tensile behavior of the composites. A linear

trend was noticed between the processing temperature and the tensile strength of the

composite. This increase in the tensile strength of fibers was attributed to the enhanced

resin impregnation into the fiber cell walls at higher processing temperatures, which was

verified by fracographs. The decrease in the tensile properties were related to the im-

proper curing and increased void-content of composites. The results of back-calculated

properties clearly show the dependence on the cure cycle. It was shown that if IFBT is

adopted to characterize fiber properties, special care should be taken in the selection of

cure cycle. Otherwise the properties of flax fibers can be underestimated which was the

plausible issue in the literature.
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Chapter 4

Wettability characterization of flax

fibers

4.1 Background

Wettability plays an important role because capillary pressure is the factor that drives the

flow inside tows of fabric and governs the formation of microvoids. Incomplete wetting

leads to entrapped air, which will provoke dry areas. Many researchers presented works

on the study of capillary flows, and its influence on the formation of microvoids [118, 139–

141]. Wettability of a material can be studied by characterizing the surface tension and

contact angle with several test fluids. Knowledge of the surface properties of cellulose

fibers is essential to understand the interaction of these fibers with polymer matrices.

4.1.1 Mathematical modelling

On surface energies, Young, in his essay on the cohesion of fluids [142], mentioned a

mathematical model but not in an exact representation. Surface energy γ is a material

property at an interface with another medium. In simple terms, surface energy or surface

tension (for fluids) is the energy required to separate the atoms in a plane or along two

different planes. In an ideal case where a liquid drop is placed on a smooth surface, the

drop tends to minimize its surface as the molecules are pulled inwards, causing the surface

to contract.
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Figure 4.1: Schematic representing surface energies and contact angle

Solid and liquid surface energies determine the behavior of wettability, which is as-

sessed quantitatively by a contact angle. The force equilibrium of the three surface ten-

sions for a drop placed on a smooth and homogeneous solid surface derives the relation

about the contact angle at the equilibrium point, which is defined by the relation of Young

(Equation 4.1). The contact angle is the angle between the direction of the solid-liquid

surface SL (tangent to the solid surface) and the vapor-liquid surface tension LG which

is tangent to the outer surface of the drop, the apex of which is the SLG triple point.

In Figure 4.1, a schematic of the contact angle is presented. The surface energies are

represented along the line of contact where the three phases solid ’S’, liquid ’L’, and gas

’G’ are presented. The contact angle is represented by θc. Mathematically, this can be

represented as

γSG = γSL + γLG cos θc (4.1)

Further, Equation 4.1 can be modified as γS ' γSV and γL ' γLV

γS = γSL + γL cos θc (4.2)

The wetting configuration (complete or incomplete) and the contact angle depend on the

chemical nature of the solids and liquids and also on the morphology of the solid surface.

It should be noted that Young’s relation is only valid in the case of an ideal surface,

which is smooth and chemically homogeneous in an equilibrium condition. In the real

scenario where the solid has physical (the surface is rough) or chemical (its composition

varies from point to point) defects, there is not a single contact angle. The equilibrium

contact angle can take all the values comprised between a maximum, known as the angle

of advancement or advancing contact angle θa and a minimum, known as the receding

contact angle θr. This is translated into the inequality shown below.

θa > θe > θr (4.3)

The contact line will advance only if the contact angle exceeds θa and vice versa. Models

to define an equilibrium angle in the case of a drop placed on a surface, depending on the
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physical and chemical defects, are presented by [143–147]. Depending on the direction

of the contact line, the receding or advancing front can be determined. Different models

for such cases are provided in the literature [148–152]. The measurement of the contact

angles is crucial to determine the surface energy of a solid (static contact angle) as well as

the impregnation mechanisms by a liquid (dynamic contact angle). For the measurement

of contact angle, there are several techniques available but are strongly dependent on the

geometry of the system under study. The static drop method can be applied in the case

of flat surfaces (Figures 4.2 and 4.3). Once deposited on a solid substrate using a syringe,

with a camera and a goniometer, one can measure the contact angles at both corners

and obtain an average apparent angle [153, 154]. If the drop is small enough, i.e., with a

radius r smaller than the capillary length, the assumption can be made that the drop is

spherical and hence the following geometric relation can be applied (Figure 4.2):

tan
(θ

2

)
=
h

r
(4.4)

Figure 4.2: Representation of contact angle

Figure 4.3: Observing contact angles using drop shape method on (A) Untreated Kraft

fibers (B) Treated Kraft fibers

However, this method is difficult to implement in the case of thin filaments like fibers

because the measurement of angles is not precise. This is due to the variation of the

radius of curvature of the meniscus in the vicinity of the fiber. In this case, the drop

will be axisymmetric, and other parameters can be measured in visual terms, such as the
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length of the drop on the filament or the maximum radius of the drop from the axis of

the fiber will differ from fiber to fiber. It should be noted that this procedure has been

applied to fibers with diameters of 200 µm and bigger, whereas a natural fiber generally

has a diameter at least ten times lower. Given the small dimensions of the system, the

reliability and reproducibility of this method is therefore even lower than in the case of

plane surfaces [155].

A vertical fiber plunged into a liquid has been studied, and a mathematical relationship

was used to describe the profile of the meniscus to calculate the contact angle [156]. The

meniscus has the topology of a catenoid y = f(x) and the height H, to be measured

visually for x = r as shown in Figure 4.4 and is related to the contact angle in the James

relation [115, 157, 158]

Figure 4.4: Meniscus on single fiber

H = r cos θ
[
ln
( 4k

r(1 + sin θ)− C

)]
(4.5)

where C = 0.577 and k is the capillary length.

Another method to measure contact angle is Wilhelmy’s weighing method which is

the most reliable technique. There is also feasibility to measure other parameters such as

the wetting perimeter p and the liquid-liquid interfacial tension (Equation 4.6). It can be

applied to most geometries (blades, tubes, powders, etc.) and different wetting regimes.

Fc = γLV p cos θ = mg (4.6)

where Fc is the force recorded and m is the recorded mass of meniscus.

Using a tensiometer, consisting of an electronic microbalance, the mass m of the

meniscus in contact with the solid to be tested is measured. Initial weight of solid is

weighed (Figure 4.5 A-1). The container with the liquid whose surface tension γLV is

known rises with a constant speed till the test sample comes in contact with liquid.
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When a weight change is detected, the solid begins to sink into the liquid. This position

is recorded and serves as a reference; From this position, the tensiometer measures the

weight. The container continues to rise till the programmed immersion depth is attained.

In this phase, the advancing contact angle can be determined (Figure 4.5 A-2). The

container can remain in a fixed position for a time defined by the user, which would make

it possible to determine a static angle (Figure 4.5 A-3), then it goes back down allowing

to measure an angle of withdrawal (Figure 4.5 A-4) [153].

Figure 4.5: Illustration of advancing, static and receding contact angle measurements

with Tensiometer

In the case of natural fibers, several factors affect the wettability measurements. The

chemical composition of fibers differs from one type of fiber to another by variation in

components mainly cellulose, hemicellulose, and lignin, and therefore their wettability

is also different from one other. The variation in chemical composition is also found

for the same type of fiber, as a function of time and place of harvest as well as of the

fiber extraction method [20, 22, 119, 159]. Moreover, the morphology of natural fibers is

much more complex than that of synthetic fibers. Surface irregularities must be taken into

account, as well as their perimeter, which varies along the fiber. Perimeter variations cause

variations in the weight of the measured meniscus and thus influence the determination

of contact angles and surface energies. Moreover, natural fibers are also sensitive to

moisture absorption, and phenomena of swelling or shrinkage of the fiber may also occur

[160]. Nevertheless, the effect of liquid absorption on the natural fiber wetting has not

been thoroughly investigated, whereas the influence of fiber swell was considered in the

literature [161]. For example, the mass of liquid in the pores between the fibers should be

obtained in the Washburn method. During a capillary rise experiment with natural fiber

bundles, however, the liquid penetrates inside the individual fibers, i.e., liquid absorption,

as well as flows in the pores between the individual fibers, i.e., capillary wicking. Thus,
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Figure 4.6: Schematic of the capillary wicking mechanism in swelling fibrous medium

the mass of the liquid measured by a tensiometer during the Washburn method is the sum

of the mass of the liquid absorbed into the fibers and that imbibed between the fibers. As

a matter of fact, the mass of the liquid imbibed in the pores between the fibers is required

to characterize the wetting properties of natural fibers. Therefore, the mass of the liquid

which does not stay in the pores between the fibers but penetrates into the fibers should

also be considered in the momentum balance equation to evaluate the contact angle of

natural fibers (See Figure 4.6).

For natural fibers, diameter Df is usually initial diameter Df,0 as the fiber swells with

time. As handling single fiber is very tedious and difficult, the capillary rise method is

more convenient and also depicts the real-time scenario. It is noted that the values of

contact angles vary from tows to fibers. Mathematically, the capillary rise can be modeled

by the momentum balance

ρLA(1−Vf )ZZ̈ = λperimeterσLV cos θ−mcapg−
µ

K
A(1−Vf )ZŻ −

1

2
ρLA(1−Vf )Z2 (4.7)

where ρL is the density of test liquid, A is the cross-sectional area of test specimen, Vf is

the fiber volume fraction, Z is the vertical displacement, Ż is the vertical velocity and Z̈

is the vertical acceleration, g is the gravitational acceleration, K is the permeability of a

porous medium and mcap is the mass of the liquid imbibed in the pores.

Ignoring the inertial and gravity terms, Lucas and Washburn [162] presented an ex-
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pression for a liquid rise (hcap) in a capillary tube with a pore radius Rc

hcap =

√
γLRc cos θt

2µ
(4.8)

Bonsanquet [163] considered only inertial and viscous terms and presented an equation

for capillary rise height as:

h2cap =
2b1
a

[
t− 1

a
(1− e−at)] where a =

8µ

R2
cρL

; b1 =
2γL cos θ

RcρL
(4.9)

Fries and Dreyer [164, 165] only neglected the inertial term and presented the hcap. It

was also mentioned that the gravity effect must be taken into account as the rise height

reaches 10% of the hmax.

Conventional models like Washburn’s model, tend to overestimate the capillary rise

of the media. Schuchardt and Burg [50] modified Washburn’s model during swelling by

assuming that the pore radius decreases linearly with time.

hcap =

√(γRoCosθ

2µ

)[
t− asw

Ro

t2 +
a2sw
3R2

o

t3
]

(4.10)

Where hcap is the height of capillary rise or wicking length, Rh is the hydraulic radius

and Ro is the initial hydraulic radius. Rh is considered to be a linear function of time

with a factor asw representing swelling.

Rh = Ro − aswt (4.11)

In case of synthetic fibers or fibers which does not swell, (asw −→ 0 ), the Equation 4.10

reverts to conventional Washburn’s equation (Equation 4.8). Masoodi and Pillai [166]

considered a modified Darcy’s law by adding a factor of swelling to basic model and a

sink term (S)

∇.〈V 〉 = −S − ∂ε

∂t
(4.12)

Considering a 1-D flow, above equation will take form of Darcy’s equation which can

be further solved to present an analytical model for wicking height can be written as :

h =

√
2Pcap
εfoµ

e
(b−1)

εf (t)

εfo

∫ t

0

e
(1−b)

εf
εfoK(t′)dt′ (4.13)

Where Pcap is the capillary pressure, ε is the initial porosity and εf (t) is preform porosity

at time t and b us the absorption coefficeint. For a special case when swelling rate matches

the volumetric absorption rate (i.e, b = 1), the above equation can be reduced to

h =

√
2Pcap
εfo

∫ t

0

K(t′)dt′ (4.14)
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Figure 4.7: Wicking height with different values of b [161]

In the Figure 4.7 [166], we can observe that the change in the factor b can affect the

estimation of wicking length. Although during the initial seconds, all the values tend to

converge, the curves diverges in the long run.

Moreover, the same work was extended towards numerical modeling of capillary wick-

ing where a control volume approach was used to implement both absorption and swelling

based on Darcy’s law [49]. Instead of measuring the capillary rise heights which can lead

to errors, some authors [167, 168] suggested the tensiometric method where the mass gain

in the specimen during wicking is linked to capillary pressure and rise height.

m2(t) =
2Kερ2L(πR2)2Pcapt

ε
(4.15)

Where Pcap is capillary pressure which is represented in terms of torturosity [cr] of

fibers, porosity ε and permeability of fibers K. The capillary pressure is expressed as:

Pcap =
crεγL cos θa

4K
(4.16)

θa is advancing contact angle and K is the permeability.

Two assumptions were considered for this model. The one is that liquid absorbed by

fiber can be neglected. The second is that the fiber sample swells instantly after contact

with test fluid, as in fsw reaches its maximum value. These two assumptions overlook the

fact that fsw does not reach its maximum value instantly [1]. Also, it is widely stated

that the wettability of fibers is dependent on the treatment of fibers [167]. It has also

been stated that treated fibers have faster wicking and low contact angle.
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4.2 Model development for capillary rise

The objective of this study is to incorporate both swelling and absorption behaviors in

the same model for the capillary rise. A hollow tube filled with fibers can be regarded

as a porous medium which is a pack of many capillary tubes. Thus, Washburn Equation

can also be applied to the capillary wicking of liquid into a fibrous medium by defining

an effective capillary radius. White defined an effective capillary radius ’reff ’ as :

reff =
2(1− Vf )
VfρA

(4.17)

Schuchardt and Berg proposed a modified Washburn Equation that takes into account

the rate of swelling to predict the capillary wicking into a bundle of natural fibers [50].

In this model, the effective capillary radius in the porous medium can change from its

initial value because of fiber swelling [169]. The long-term behavior of fiber swelling can

lead to a reduction of the size of inter-fiber pores and therefore, the effective capillary

radius. The authors stated that the gravity can be neglected if the pore dimensions are

sufficiently small, as in the case of their experiments, except when the equilibrium weight

of capillary liquid rise is approached. Fiber swelling is supposed to alter the size of pores

between fibers, and the fiber volume fraction. Instead of effective capillary radius, the

hydraulic radius (Rh) in Equation 4.11 is redefined in terms of fiber volume fraction [170].

Rh =
A(1− Vf )

λper
(4.18)

Where λper is the perimeter of fibers inside the mold. As stated earlier, the capillary rise

can be monitored either using optical techniques like infrared or visual light transmission

[64] or by measuring the mass uptake by the fiber bundle. The optical measurements

provide information regarding the position of the flow front, thereby exact height, but

in the case of natural fibers which are opaque, it is quite difficult to determine the flow

front position. Also, the capillary rise in natural fibers is not just related to the amount

of liquid between the fibers. The liquid inside fibers should also be taken into account.

Therefore the mass uptake by natural fibers (m) during capillary rise can be expressed

as:

m = mcapillary +mabsorption (4.19)

where, mcapillary is the mass of liquid which rises along the interfiber spaces and mabsorption

is the mass of liquid absorbed by the flax fibers. These two terms can be further expressed

as:

mcapillary = Amold[ρL(1− Vf (t))h(t)] (4.20a)
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mabsoprtion = Amold[ρfVf (t)Cr(t)h(t)] (4.20b)

where CR(t) is the liquid absorption ratio of fiber which is mass of liquid in fibers

per unit mass and Amold is the crossectional area of the mold. More details regarding

these terms can be found in [1]. As liquid absorption by fibers causes the fibers to swell,

the effects of fiber swell are also considered. The swelling of fibers was experimentally

determined using an optical microscope. As it is widely known that the flax fibers do

not possess a regular cross-section, the swelling ratio presented in this work is calculated

using the apparent diameter of the fibers. Also, in reality, the swelling may also cause

an increase in the length of the fibers, but it has been known that the increase in length

is negligible. Therefore, the fiber volume fraction can be expressed as a function of fiber

swell [43]. The effective fiber volume fraction can be expressed as:

Vf (t) = f 2
sw(t)× Vf,i (4.21)

where Vf,i is the initial fiber volume fraction of the sample. By replacing h(t) in

Equation4.19 with Washburn equation, the total mass gain can be expressed as,

m(t) = Amold[ρL(1− Vf (t)) + ρfVf (t)Cr(t)]

√
2K

Rh

σLcosθt

µ
(4.22)

Fiber swell causes a change in effective volume fraction of fibers and it can be presented

as a function of fiber swell ratio. As Vf (t) changes, the permeability also changes along

with it and can be represented as :

K(t) = f(Vf (t)) (4.23)

The only unknown parameter is K
Rh

in Equation 4.22. Both permeability and hydraulic

radius are related to the fiber volume fraction which is also dependent on the geometrical

organization of fibers in the mold. Since the diameter of flax fibers is not constant and

varies from fiber to fiber, a log-normal distribution is implemented to determine the

hydraulic diameter.

The i-th moment of a distribution of an entity is given by:

mi =

∫ ∞
0

rin(r)dr = n0exp

(
iµ+

i2σ2

2

)
(4.24)

The sum of cross-section area of fibers can be represented as :

πm2 = π

∫ ∞
0

r2n(r)dr = πN0exp(2µ+ 2σ2) (4.25)

and the perimeter of fibers as :

2πm1 = 2π

∫ ∞
0

rn(r)dr = 2πN0exp

(
µ+

σ2

2

)
(4.26)
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And from the above Equations, hydraulic diameter can be expressed as :

Rh =
πN0exp(2µ+ 2σ2)Vf

2πN0exp

(
µ+ σ2

2

)
=

1− c1Vf
c2Vf

(4.27)

The empirical model to determine the ratio of K to Rh can be written as :

K(Vf )

Rh(Vf )
=
c2V

bm+1
f

1− c1Vf
(4.28)

where c1, c2, bm are model constants. Inserting Equation 4.28 in Equation 4.22,

m(t) = Amold[ρL(1− f 2
sw(t)Vf (t)) + ρff

2
sw(t)Vf (t)Cr(t)]

√
2
c2V

bm+1
f

1− c1Vf
σLcosθt

µ
(4.29)

4.3 Experimental Setup

4.3.1 In-house experimental setup

Initially, an in-house experimental setup consisting of a borosilicate glass tube of length

150mm with a diameter of 8 mm was used to measure the mass gain in the sample (Figure

4.8). The fibers were cut to the length of the tube and weighed. The volume fraction

of test samples was controlled by weight and length of fibers. A mass balance with an

accuracy of 0.0001g was utilized to record the change in the mass of the sample using

a digital camera. Test liquid, water in the current scenario, was carefully added to a

container onto which the sample was hung with the help of a metal frame. The liquid

was added in small quantities with the help of a pipette until the level of liquid reached

the edge of a glass tube containing the fibers. After complete saturation of fibers, the

recording was stopped and was processed manually to obtain the m2 vs. time graph. Due

to high inaccuracies and intense manual labor, this setup was replaced by tensiometer

with automatic acquisition (Figure 4.9).

4.3.2 Tensiometer

A tensiometer(K100 by Kruss GmbH) was used for capillary experiments with an accuracy

of 100µg. All the tests were carried out under the standardized conditions, at 20◦C and

50% RH. The sample holder was a cylindrical borosilicate glass tube of length 100mm

with a diameter of 8mm. The fiber samples were cut to the exact length of the tube and

were inserted into the mold, making sure that there are no bends or twists of fibers (See
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Figure 4.8: In-house experimental setup for capillary wicking

Figure 4.9). Two different fibers were tested, i.e., glass and flax. Glass fibers were used

to study the case where fibers exhibit no absorption nor swelling.

Three different fiber volume fractions (Vf = 30, 35, 40%)were tested during this study.

For glass fibers, it was easy to achieve a fiber volume fraction of 55%, but for flax, 40%

was the maximum as the tube was not able to accommodate more than 40% of fibers as

they were in a swollen state at the end of experiment and it was not possible to replace the

sample for next experiment. Also for glass fibers, due to their fineness, the tube was not

able to hold the fibers in place when 30% of fibers was tested. Washburn’s equation was

adopted for this experimental procedure. It is obvious that this relation is well-verified if

m2vstcurves recorded by the tensiometer during capillary wicking have a linear trend.

Figure 4.9: Sample setup for capillary wicking test

In this study, two types of fabrics were used to obtain the fiber samples: a unidirec-
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Liquid γL µ ρ γpL γdL

mN/m mPa.s g/cm3 mN/m mn/m

n-Hexane 18.4 0.32 0.659 0 18.4

Water 72.8 1 0.998 51 21.8

Table 4.1: Properties of test liquids

tional glass fabric provided by Chomarat, France with an areal weight of 1300g/m2 and

a flax fabric Nattex 600 provided by Dehondt, France with an areal weight of 600g/m2.

The flax fibers were preconditioned in a conditioning room at RH 65% and 20◦C for at

least 24 hours before the tests. This conditioning of fibers will ensure the repeatability

of tests as there will no change in the mass of fibers before and after the preparation

of the sample. Glass fabric was mainly used as a model material to validate the tech-

nique. n-Hexane and distilled water were used as test liquids. The properties of fluids

are provided in Table 4.1. Water is the most common test liquid for capillary wicking

experiments [115], and it has a high polar component of surface energy. This high polar

content will lead to the maximum interaction with flax fibers as they are also highly polar

by nature. n-hexane, on the other hand, is mainly used due to its high dispersive nature

which leads to almost complete wetting of the solid (cosθ = 1). All the experiments were

conducted in a controlled environment of 20 ◦C ± 0.5 at 65% RH. The tests are carried

out by placing the fibers inside a 10cm long borosilicate tube, ensuring that there are no

fiber kinks or misorientations. It should be noted that the efforts were made to ensure

the uniformity and perfect alignment of fibers. Nevertheless, in the case of flax fibers, due

to their bulkiness, at times, a few fibers were misaligned or kinked, which was deemed to

be inevitable. It was foreseen that in the case of highly misoriented fibers or kinks, the

sample was classified as ’not suitable’ and was omitted from the calculation.

4.4 Experimental results

4.4.1 Validation of experimental set-up

Initially, a series of wicking experiments were conducted to verify the reproducibility of

experiments using glass fibers and water. A constant fiber volume fraction of 40% was

maintained for all experiments to avoid any discrepancies arising from a change in the

fiber volume fraction. Also, two different cylindrical tubes were used during these tests.

The interest was to select the appropriate tube for these wicking experiments considering

the placement of fibers inside the tube and the effect of the tube’s length. One sample

holder was made of borosilicate with a length 50 mm provided by KRUSS GmBH, and
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Figure 4.10: Repeatability of capillary experiments with 50mm capillary tube

another sample holder was an in-house holder made from a borosilicate glass pipette with

the length of 100mm.

In Figures 4.10 and 4.11, we can observe the reproducibility of the experiment. A linear

mass gain is observed, and a complete saturation plateau is achieved for an experimental

run of 600 seconds. This linear part of the curve can be modeled with Washburn’s equation

(Equation 4.8). The difference in the mass gain in Figures 4.10 and 4.11 is due to the

change in the size of samples. Even though the long term behavior is considerably same

for both tubes, the 50mm tube shows high variability in the saturation limit. Also, it was

found to be difficult to handle smaller length fibers as introducing them into the glass tube

without deformation was highly difficult. Furthermore, even if the uniformity of fibers

was achieved, the saturation limits are highly variable even in the case of constant fiber

volume fraction whereas, in the case of 100mm tube, the saturation limits are almost the

same showing little variation. Hence, all further experiments were carried out using the

100mm long glass tube.

4.4.2 Capillary rise results for glass and flax fibers

The experimental results of capillary rise tests with water for glass and flax fibers with

a constant fiber volume fraction of 40% is shown in Figure 4.12. It can be noticed

that the repeatability of tests for flax and glass fibers is not the same. Glass fibers

exhibited excellent repeatability, whereas, for flax fibers, the variability is pronounced.

This variability can be induced by highly variable tortuosity caused by the irregular fiber

diameters and fiber lengths[171]. It can also be caused by the irregular fiber swell ratio,
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Figure 4.11: Repeatability of capillary rise experiments with 100mm capillary tube

Figure 4.12: Capillary rise tests for glass and flax fibers at Vf = 40% exhibiting different

zones

as the fiber swell ratio is highly dependent on the chemical composition of the fibers [44].

These results clearly show the difference between a non-swelling porous medium and a

swelling porous medium (Figure 4.12).

In the case of glass fibers, irrespective of the test liquid used, the complete saturation

of the test specimen was observed. The time taken to reach complete saturation was

around 200 seconds. On the contrary, an equilibrium plateau was not observed for flax

fiber specimens even after 10000 seconds (except for n-hexane) (Figures 4.13 and 4.14).

This is caused by the particular properties of natural fibers, i.e., liquid absorption and

fiber swelling which do not occur in the case of glass fibers. As stated in the previous

section, the mass gain by glass fiber specimens is only due to capillarity. Usually, n-hexane

is expected to completely wet the fibers because of its dispersive nature regardless of the

induced fiber swell ratio and liquid absorption rate. In Figure 4.13, it is evident that
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Figure 4.13: Capillary rise in flax flax fibers with n-hexane: complete duration (top) and

initial stage (below)

when n-hexane is used as the test liquid, a clear saturation plateau can be observed after

60-70 seconds of wicking but is not the case for water.

In the case of water, due to the high polarity of fibers and liquid, the fibers swell

faster and occupy the space around them, thereby locally increasing the apparent fiber

volume fraction of specimen. Consequently, the capillary pressure inducing the liquid rise

was increased. Thus, the equilibrium capillary rise height where the capillary pressure

was equal to the gravitational force was increased. Therefore, it took longer to reach the

equilibrium height in the case of the water. In Figure 4.14 and Table 4.3, it can be noticed

that at low fiber volume fractions, the variability of mass gain is very high compared to

those of high fiber volume fraction samples. This high variability can be explained by

different swell ratios of individual flax fibers, and these values can be considered to be

acceptable given the natural variation in morphological properties of fibers themselves.

Even for different fiber volume fractions, the rate of mass gain for almost every sample

at a particular fiber volume fraction is the same. If the distance between each filament

is decreased and the fibers are more densely packed, the collective response of the fibers

induces a repeatable output. The variations among each test and for each volume fraction

for both test liquids can be found in Tables 4.2 and 4.3.

However, flax fibers, on the other hand, do not reach a saturation plateau even after

14000 seconds. In Figure 4.15, the initiation of saturation plateau cannot be observed
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Figure 4.14: Capillary rise in flax fibers with water: 30% Vf (top),35% Vf (middle)& 40%

Vf (bottom)

Vf=30% Vf=35% Vf=40%

m2/t (g2/t) R2 m2/t (g2/s) R2 m2/t (g2/s) R2

Test 1 1.20E-1 0.991 9.47E-1 0.996 7.31E-2 0.997

Test 2 1.17E-1 0.994 8.98E-1 0.998 7.06E-2 0.998

Test 3 1.04E-1 0.994 9.14E-1 0.997 7.19E-2 0.998

Test 4 1.11E-1 0.997 9.81E-1 0.995 7.21E-2 0.998

Test 5 1.20E-1 0.993 8.98E-1 0.998 7.15E-2 0.998

Test 6 1.14E-1 0.994 9.81E-1 0.995 7.08E-2 0.997

Average 1.14E-1 9.37E-2 7.17E-2

SD 6E-3 3.88E-3 9.18E-4

Variation 5.2% 4.1% 1.3%

Table 4.2: Capillary rise results for flax fibers with n-hexane at different fiber volume

fractions
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Vf=30% Vf=35% Vf=40%

m2/t (g2/t) R2 m2/t (g2/s) R2 m2/t (g2/s) R2

Test 1 1.09E-3 0.958 7.14E-4 0.999 4.17E-4 0.997

Test 2 9.68E-4 0.964 5.04E-4 0.998 4.82E-4 0.997

Test 3 7.87E-4 0.989 7.43E-4 0.999 4.54E-4 0.998

Test 4 8.05E-4 0.997 4.42E-4 0.999 3.72E-4 0.987

Test 5 7.38E-4 0.977 5.29E-4 0.996 3.54E-4 0.998

Test 6 6.35E-4 0.982 7.15E-4 0.998 3.72E-4 0.998

Average 8.37E-4 9.37E-2 7.17E-2

SD 1.6E-4 3.88E-3 9.18E-4

Variation 19.6% 21.5% 12.6%

Table 4.3: Capillary rise results for flax fibers with water at different fiber volume fractions

Figure 4.15: Capillary rise of flax fibers with water as test liquid (Experiment time:

14000s)

even after 14300 seconds. It can be observed that the mass of the sample is continually

increasing, but the rate of mass uptake has decreased. This decrease is caused by swelling

of fibers which led a decrease in hydraulic radius because the permeability of fibers is a

function of swelling and volume fraction.

4.4.3 Identification of model constants

In order to use the proposed model in Section 4.2, it is necessary to identify the model

constants. The first step was to determine the ratio of the permeability to the hydraulic

radius ratio. n-hexane was used as a test liquid because the contact angle θ is 0. Therefore

the Equation 4.22 becomes,
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m(t) = Amold[ρL(1− V (t)) + ρfVf (t)Cr(t)]

√
2K

Rh

σLt

µ
(4.30)

By varying fiber volume fraction, K/Rh for each case can be obtained, and the em-

pirical model, Equation 4.28 can be fitted to the experimental values. The results are

presented in the Figure 4.16 and in Table 4.4. Even in this case, the experimental results

are highly scattered at low volume fractions, and the scattering gradually decreases as Vf

increases to 40%. The curve fitting in Figure 4.16 shows a very good agreement with R2

of 0.96. The value of maximum absorption ratio (CR =0.39) and the evolution of liquid

absorption were adopted from [1].

Table 4.4: Coefficients of K/Rh empirical model 4.28

Coefficient average max and min values

C2 3.563e-007 (-2.19e-006, 2.903e-006)

bm+ 1 -3.185 (-6.154, -0.215)

C1 -0.02274 (-12.01, 11.96)

Figure 4.16: K/Rh determination using n-hexane and flax fibers

With these two (k/Rh and absorption ratio) parameters known, the contact angle

between test liquid and fibers can be calculated using Equation 4.29. The model was

fitted in the initial viscous stage and the dynamic contact angle (or advancing contact

angle) was estimated (see Table 4.5).
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Table 4.5: Estimated contact angle based on Equation 4.29 for different Vf

Fiber volume fraction Contact angle

30% 62.4 ± 5.6

40 % 68.0 ± 4.8

45% 70.5 ± 4.2

Figure 4.17: Comparison between proposed model and experimental results in the initial

viscous stage

4.5 Validation of proposed model

The model prediction and experimental results in the initial viscous stage are compared

in Figure 4.17. The evolution of K/Rhratio with time is presented in Figure 4.18. Even

though the initial K/Rh is different for each Vf , as the flow front advances, the individual

values tend to converge. This indicates that in the case of long term wicking, the influence

of fiber swell on mass gain is more significant.

The results of model prediction by the modified Washburn equation 4.29 using the

data of fiber swelling and liquid absorption in the references of Nguyen et al.[43] were

compared with the experimental results for the fiber volume fraction of 30%. We can see

that the modeling results by the modified Washburn equation highly underestimated the

mass gain compared with the experimental results (Case E in Figure 4.19) at the later

stage of capillary rise whereas there was a good agreement in the early stage. It has

been already reported by experimental work in the literature that the increase of fiber

swelling decreases the capillary wicking velocity [102]. As the water is absorbed into the

flax fibers and the fiber diameter is increased, the ratio of permeability to hydraulic radius
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Figure 4.18: Evolution of K/Rh ratio with time for different fiber volume fractions

Case fsw,max CR,max

A 1.00 0

B 1.05 0.10

C 1.10 0.20

D 1.24 0.3

E 1.31 0.39

Table 4.6: Values of fiber swell ratio and maximum liquid absorption ratio used for

parametric study

is decreased, and the capillary rise velocity is decreased. Therefore, we can deduce that

the fiber swelling ratio of the flax fibers used in the capillary test was smaller than that

reported in [1]. It should be kept in mind that the experimental observation of flax fiber

swelling in the literature [43] was performed with a single individual fiber which could swell

without any external constraint. Conversely, the flax fibers used in the current capillary

tests were confined inside the cylindrical tube and were contact with each other. Hence,

there was an interaction among the fibers, which might lead to a mechanical constraint

hindering fiber swelling.

A parametric study was carried out to investigate the influence of fiber swell and liquid

absorption parameters on the capillary rise. The mass gain was calculated using Equation

4.29. The different swell ratios and absorption coefficients used to conduct such parametric

study are reported in Table 4.6. The values selected in this work were based on the

assumption that the swelling is linearly proportional to liquid absorption. Two extreme
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Figure 4.19: Parametric analysis of capillary wicking model with different fiber swell and

liquid absorption ratios

cases, Case A and E, are also included in this study. Case A refers to glass fibers, where

the fibers neither swell nor absorb liquid and Case E refers to free flax fibers in a free space

where the fibers swell to their maximum and absorb liquid the most. The data concerning

the case E were obtained from the literature [1, 43]. The modeling results can be seen in

Figure 4.19. Regarding case A, the rate of mass gain was smaller than the model estimate.

For case E, when the modeling results are compared with the experimental results, the

mass gain rate is lower than the experimental data while the mass gain tends to reach

a plateau value far less than that of values observed experimentally. This indicates that

the fiber swell ratio and maximum absorption ratio values used not coherent with real

values. These two cases act as the lower and upper bounds for these fibers. Whereas the

intermediate case, Case C, exhibits a closer agreement to the experimental results. The

fiber swelling ratio and liquid absorption ratio of the flax fibers confined in the glass tube

were estimated to model the long-term behavior of capillary rise. Firstly, the contact

angle, as well as the model coefficients for the ratio of permeability to hydraulic radius,

was obtained by the modified Washburn equation (Equation 4.29) for the initial viscous

stage of the capillary rise where the effects of fiber swelling and liquid absorption were

insignificant. Then, the fiber swelling ratio and liquid absorption ratio were estimated

by fitting the experimental data of mass gain for the later stage of capillary rise. The

results for the maximum fiber swelling ratios and the corresponding effective fiber volume

fractions are shown in Table 4.7. It can be clearly observed that the effective fiber volume

fraction reached the same value irrespective of the initial fiber volume fraction. This

indicates that the fibers cannot swell to their maximum extent.
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Table 4.7: Maximum fiber swell ratio and corresponding fiber volume fraction obtained

from experimental data

Vf (t=0s) Vf,eff (t=10000s) fsw,max (t=10000s)

0.30 0.43 1.19

0.35 0.43 1.11

0.40 0.45 1.06

4.6 Conclusion

A capillary rise model was developed considering the fiber swell and liquid absorption in

flax fibers. It was experimentally validated by conducting wicking experiments with both

glass and flax fibers. This proposed model takes into account not only the mass of the

liquid between the fibers by capillary wicking but also the mass of liquid absorbed inside

the fibers which have not been addressed in the literature about the capillary wicking

in swelling and absorbing media [44, 50, 115, 169, 172]. The change of flow resistance

during the capillary rise due to the fiber swelling can be taken into account by modeling

the ratio of permeability to the hydraulic radius (K/Rh) in terms of effective fiber volume

fraction (Figure 4.16).Due to the non-uniform distribution of flax fibers, the statistical

approach was used to calculate the ratio of permeability to the hydraulic radius. The

experimental results of capillary rise tests showed evident differences between these two

fiber types and demonstrated the validity of the proposed model. The data for fiber

swelling and liquid absorption obtained from a single individual fiber was not adequate

to model the long-term behavior of capillary rise of liquid in flax fiber samples inside the

glass tube. The fibers confined in the glass tube were submitted to a mutual interaction

in a closed space. Hence, the fiber swelling and liquid absorption of the flax fiber samples

in the capillary rise were smaller than those of a single individual fiber in free space. For

example, when immersed in water, the maximum swell ratio of flax fibers contained in

a glass tube with the fiber volume fraction of 0.40 was 1.06 whereas the maximum swell

ratio of single individual fibers in free space was 1.31. This implies that the fiber swell

should be considered with respect to the initial porosity of the sample. Nevertheless, two

issues should be addressed in further research. Firstly, the assumption of constant contact

angle is not exactly true in reality and it is dependent on fiber swell as the advancing

velocity in porous media is a function of fiber swell. The fiber swell also affects the K/Rh

ratio, which can also affect the contact angle. Therefore, the contact angle estimated in

this work is an average contact angle.
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Chapter 5

Influence of process parameters on

composite quality

Composite materials have intrinsic heterogeneity which is usually caused by their com-

plex microstructure leading to a different range of physical and mechanical properties.

This variation in properties is dependent on the fiber preform architecture and processing

conditions. Because the uncertainties arising from the material is unavoidable, it is nec-

essary to understand how the processing conditions will affect the final composite [116].

In textile fiber composites, one of the essential steps in processing is the impregnation of

the fiber reinforcement. In the case of Liquid Composite Moulding, the most influencing

parameter for impregnation is the permeability of preform (K). For designing a tool for

part production, it requires the knowledge concerning the placement of injection points

and air vents, and geometric shape parameters. This is usually tackled by creating vir-

tual parts using CAD and CAE software to find the optimum conditions to fill the part

without any dry spots. A handful of softwares already exist in the market, which can

perform such simulations. Nevertheless, these programs need several inputs related to

both preform (tow permeability, global permeability, fiber volume fraction, etc.) and im-

pregnating fluid(viscosity, surface tension, etc.). Nevertheless, determining the preform

properties is challenging. As explained in Chapter 2, the fiber preforms exhibit often

dual-scale porosity, one within the tows and the other in channels between the tows. This

difference in the porosities causes a delay in impregnation of tows leading to a new term

in the mass conservation equation ( Equation2.9) called ’Sink’ term. The influence of this

term was highlighted in many studies[38, 45, 173, 174], and this term is highly dependent

on the tow permeability. Moreover, this parameter also affects the void formation during

impregnation. Generally, the tow permeability is estimated by using one of any existing

analytical models in the literature because its experimental measurements are difficult.

Recently, it has been pointed out that not all the models are capable of predicting the
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actual value of tow permeability [175]. Therefore this chapter mostly concentrates on two

issues. The first is to identify which model is suitable for flax fiber tows and the second

one is to understand the influence of fiber swell and liquid absorption on void formation

in flax fiber preforms.

5.1 Tow Permeability

Many works suggested mathematical models for predicting the permeability of a satu-

rated porous media at different scales, both macroscopic and microscopic level. At the

microscale, for modeling the steady-state flow through fiber arrangements, periodic fiber

arrangement such as hexagonal or square packing is assumed which is far from the reality.

In these models, the fiber waviness, fiber surface roughness, and the variations of diameter

are not taken into account. Also, the fibers are assumed to be rigid and non-deformable.

Gebart [176] proposed an analytical model for unidirectional fiber bed with two different

fiber arrangements based on Navier-Stokes equations for creeping flow. He retained the

Kozeny-Carman model for permeability in the longitudinal direction while proposing the

Kozeny constant according to the arrangement of the fibers. Whereas, for the transverse

permeability of the fiber bed, it was based on the periodicity of an elementary cell consist-

ing of a cylinder stack. The permeability of this elementary cell was calculated and then

homogenized to the macroscopic application. For the transverse flow across the fibers,

Gebart defined expression for permeability as:

K⊥G = C1

(√
Vfmax
Vf

− 1

) 5
2

r2f (5.1)

Where C1 is the model constant based on the fiber arrangement. It can be noted that in

Equation 5.1, the permeability is only dependent on the geometric parameters and the

fiber packing arrangement. Also, the model limits to a maximum fiber volume fraction

(Vfmax) of 0.785 and 0.907 for square and hexagonal packing arrangements, respectively.

Because of simplicity of this model, the agreement with experimental data was not always

found to be a good fit yet this model is still used by many authors [68, 69, 141, 177] as it

is easy to implement.

Berdichevsky and Cai [178] developed a model to predict the longitudinal and trans-

verse permeabilities of unidirectional fiber bed with square and hexagonal packing. They

implemented a self-consistent scheme to develop an analytical expression for the per-

meability of fibrous media with regular packing arrangement. The model was in good

agreement with the finite element simulations, but again, the assumptions like constant
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fiber diameter and regular packing are the drawbacks of the model.

K⊥BC =
d2f

32(1− ε)

[
ln(

1

(1− ε)2
− ε(2 + ε)

]
(5.2)

where df is the diameter of the fiber and ε is the porosity of the preform.

Kuwabara [179] investigated the flow across parallel cylinders which were randomly

distributed in a square cell by considering that the local coordinate system is moving

along the direction of principal velocity. Using a Stokes approximation, he proposed a

model to predict the transverse permeability (K⊥kuw) of a unit cell.

K⊥kuw =
d2f

32(1− ε)

[
ln

1

(1− ε)
− 1.5 + 2(1− ε)− (1− ε)2

2
] (5.3)

Tamayol and Bahrami [180] employed a scale analysis technique for determining the

transverse permeability of a unit cell with various arrangements including square, stag-

gered, and hexagonal. For a square arrangement, the permeability is represented as:

K⊥TBsq =
0.16d2f√

ε

[
π

4(1− ε)
− 3

√
π

4(1− ε)
+ 3−

√
4(1− ε)

π

]
(5.4)

For a hexagonal arrangement, the permeability is expressed by:

K⊥TBhex =
0.16d2f√

ε

[
π

3
√

3
− 3

√
π

3
√

3(1− ε)
+ 3−

√
3
√

3(1− ε)
π

]
(5.5)

Similar to Kuwabara’s model (Equation 5.3), Westhuizen and Du plessis [181] also

developed a model by integrating the Phase averaged Navier Stokes equation. An as-

sumption was made that at high fiber volume fractions, the channels can be regarded as

square ducts.

K⊥WD =
π(1− α)(1−

√
α)2

96α1.5
(5.6)

where α is expressed as:

α = 2.2(1− ε)2 − 1.22(1− ε) + 0.56 (5.7)

Unlike the above-mentioned models, there are some models in literature which are

defined at a preform level. The Kozeny-Carman model [41] was developed originally for

granular porous media. This model is based on parallel channel geometry and makes it

possible to predict the permeability in the direction of the fibers. However, by generalizing

the Kozeny constant in 3D, the following permeability tensor can be obtained:

KKC =
1

4Ccozi

(1− Vf )3

V 2
f

r2f (5.8)
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The constant Ccozi can be determined experimentally and thus making the model into

a semi empirical model . The Kozeny-Carman model was developed for an isotropic

granular medium, and was generalized for fibrous media.

Zarandi et al [175] compared their experimental results of permeability measurement

with a model suggested for sedimentary media by Knacksted and Duplessis [182]. Al-

though the model (Equation 5.9) is suggested for low porosities, the predicted values

were far from the experimental results. Nevertheless, this model considers both porosity

and average grain size, thus, it might be interesting to test it for flax fibers.

KKD =
ε
[
1− (1− ε)1/3

][
1− (1− ε)2/3

]
[
64(1− ε)4/3

] (5.9)

All the proposed models, the discussed above, are based only on the regular micro-

structures and ignore the intrinsic variability of the fibers as well as fiber waviness. If

these factors are considered, the estimated permeability value can be closer to reality

and no more a mere approximation. In order to do so, a practical approach would be

to use the numerical tools for flow simulations to provide a permeability value from the

microstructure of preform.

5.1.1 Methodology

Flow simulations in LCM are carried out based on the assumption that the resin is an

incompressible fluid flowing through a rigid homogeneous porous medium and is modeled

using Darcy’s law (Equation5.10) coupled with the mass conservation equation (Equation

5.11).

ū = −K̄
µ
∇P (5.10)

∇.ū = 0 (5.11)

where is the ū is Darcy velocity, µ is the viscosity, ∇P is the pressure gradient, and K̄ is

the permeability tensor of the fibrous medium. It is known that the permeability depends

only on the geometric parameters and it can be expressed as:

K = f(rf , Vf ) (5.12)

Where rf is the radius of the fiber, Vf is the fiber volume fraction of Representative Volume

Element (RVE). During the impregnation of resin into the fibrous bed, the Reynolds

number is usually less than one satisfying the condition of laminar flow. Therefore, the

classical Stokes equation can be used to estimate the averaged velocity, and is expressed

as:

∇
[
− pI + µ(∇u+ (∇u)T )

]
= 0 (5.13)
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Figure 5.1: Evolution of RVE in case of 40% fiber volume fraction

5.1.2 RVE generation

In this work, RVEs are generated using the algorithm developed by Liu et al. [183]. The

algorithm is based on Molecular Dynamics model to generate disks inside a given domain.

The interest in using this algorithm is mainly related to its uniqueness like the placement

of fibers with random size, packing randomly inside a predefined irregular region, which

can be approximately outlined by a polygon and user-defined packing heterogeneity. The

complete details regarding this algorithm can be found in [183] [Figure 5.1]. The only issue

with this algorithm is that the maximum packing fraction is limited to 0.72. However,

in comparison with other methods like Montecarlo or RSA adopted by previous studies,

this algorithm gives better control over fiber diameter distribution. In this current work

the equation[5.13] is implemented in COMSOL Multiphysics 5.3 [184]. The permeability

calculations were done by linking the CFD solver to Matlab 2018R. The mean values

and the distributions presented in this work correspond to 100 simulations per each fiber

volume fraction.

In terms of analysis, two parameters were defined to address the fiber distribution

in a given RVE. One is the local packing factor, and other is the inter-fiber distance

δ. Although the minimum inter-fiber distance is already predefined in the generation

algorithm to 0.03 times of radius of a circle, due to the irregularity of the fiber diameters,

this factor varies inordinately. The evaluation of δ is carried out by adopting the nearest

neighbor algorithm implemented using Matlab.

5.1.3 Validation of RVE size

It is widely known that the reliability of numerical simulation results of RVE are highly

dependent on computational domain size. Hence, an investigation on RVE size is carried

out to select the size of a square domain suitable for this work. A parameter ζ defined

as a ratio of the length of the square domain to the average fiber radius (7.5µm), is
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Figure 5.2: Illustration of a square domain used for numerical simulations

used to represent the domain size. Four different values of ζ (20, 30, 40, 50) are used

to identify the minimum size required to estimate the permeability values without any

domain induced errors. At least 150 simulations are conducted to obtain the mean value

of K and the mean and standard deviation of K for every ζ. It can be seen that in Figure

5.3, the scatter in K values is significant in the case of domain size 20 and 30. With the

increase in the domain size, the permeability value tends to converge. As the ζ further

increases to 40 and 50, it can be observed in Figure 5.3 b, that the mean value reaches

an almost constant value. It can be noted that the 75th percentile and 25th percentile

range for ζ = 40 and 50 are very small compared to that of that for ζ = 20 & 30. As the

minimum and maximum values are the only differentiating parameters between ζ = 40

and 50, it is observed that there is no significant difference between the mean values of

K. Therefore, it can be concluded that the domains with ζ => 40 are suitable for these

simulations.

Moreover, during the generation of these microstructures, the computational cost of

the RVE generation is estimated. It is observed that the time to generate a single mi-

crostructure at ζ = 50 is about 1.5 times longer than the microstructure ζ = 40 with a

fiber volume fraction of 60%. Given that at least 150 simulations are needed to obtain an

average value with a small deviation, ζ = 50 is computationally very costly. Also, with

respect to solving this domain of interest in FEM solver, the computation time needed

for one simulation with ζ = 50 is twice that of the ζ = 40 and the computation cost

increased with increase in ζ. Hence, in order to save the computation cost, both in terms

of generation, meshing and flow simulation, the domain that is 40 times bigger than the

mean fiber radius is selected for further analysis. In case of constant fiber radius, the same

domain size(ζ = 40) is considered, which is in accordance with previous studies [185].
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Figure 5.3: Comparison of different sizes of RVE at Vf=40% (a) Histogram of Permeability

for four different ζ values and (b) ANOVA of the K values.

Once the size of RVE is determined, a mesh sensitivity study is carried out to under-

stand the influence of element size and the mesh type that needs to be implemented in

this study. COMSOL provides various mesh densities and also depending on the compu-

tational domain, it also suggests a mesh that would be apt for the simulation to converge

faster. After several iterations, a minimum mesh size of 0.1µm and a maximum of 3µm

is adopted. This mesh is adaptive to structure, i.e., the mesh density is higher around

the fibers and comparatively lower far from the fiber edges. This approach decreases the

number of elements therefore, the computational cost of the numerical model is less. This

also solves the problem in the case of fibers which are positioned close together, especially

in the case of high fiber volume fractions, as suggested by [186].

5.1.4 Inter fiber distances

The algorithm adopted for this study imposes a minimum fiber distance to facilitate the

meshing of the computational domain [125]. Although this may not be true in reality

because fibers touch each other at higher fiber volume fractions, the actual representation

of microstructure not feasible for flow simulations because of meshing issues. So, in

order to avoid such difficulties, a minimum fiber distance of 0.03 times of the average
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fiber radius (≈ 0.21µm) is enforced, which is a relatively small gap compared to that

of fiber radii which is around 5% [186–188]. Inter fiber distance is calculated for each

RVE which is computationally analyzed. The inter-fiber distances were calculated for

the first, second, third, and fourth closed neighbors. These distributions are right-tailed,

but in the case of second neighbor distances, the distribution is observed to be heavily

right-tailed, indicating that the distances are far from the observing fiber and randomness

of distribution. A log-normal PDF can approximate these distributions. Also, in Figures

5.4 and 5.5, it can be noticed that there is a lower truncation limit as two fibers are not

inter-penetrable. In reality, the distance between two filaments can be a value near to

zero, but in the current scenario, this is not possible due to meshing issues which call

for minimum distance. In Figures 5.4 and 5.5, we can notice the difference in the fiber

volume fraction and the inter-fiber distances. In the case of RVE with constant fiber

diameter (Cd-RVE), the first neighbor distance is highly dependent on the fiber volume

fraction of RVE. It is known that as fiber volume fraction increases, the distance between

two fibers decreases, and the fibers tend to be closely packed, which can be seen in Figure

5.4. In the case of fiber volume fraction above 50%, the majority of first neighbors can be

found within a distance less than 4µm, and for RVEs with Vf = 60%, the first neighbors

are within 1.5µm from each other. In reality, this value can be much lower; nevertheless,

these values are in near agreement with the actual micro structures observed by Gommer

et al.[76]. In the case of RVEs with variable fiber diameters (Vd-RVE), the distribution of

inter-fiber distances is similar to that of Cd-RVEs. When a comparison is drawn between

the second, third neighbor distances of both fiber distributions (Figure 5.4 and 5.5), there

are higher number of fibers which are within the distance range of 0− 3µm in Vd-RVEs.

This indicates that the probability of finding a fiber within a fixed vicinity is higher in Vd-

RVEs. Interestingly, when the fourth neighbor distances are compared, both sets of RVEs

exhibit near similarities. In reality, this is true for composites with highly individualized

fibers and can be true for technical bundles, but the distance range will be higher.

5.1.5 Numerical results and experimental validation

In Figure 5.6, the numerical results are plotted against the fiber volume fraction obtained

from both RVEs. Clearly, at lower fiber volume fraction, there is no difference between

both the cases of fiber diameter distribution, whereas, when the fiber volume fraction

increases to 50%, the curves start to diverge. The difference in the permeability values

between both cases is about 8% for fiber volume fractions between 30-45%. Above Vf =

50%, the difference in permeability values between two RVE arrangements increased to

23%. This decrease in the permeability difference in the case of Vd-RVE can be linked

to the high variation in fiber radius (see Figure 5.7), where the smaller fibers are usually
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Figure 5.4: Inter fiber distances (µm) in RVEs with constant fiber diameter
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Figure 5.5: Inter fiber distances(µm) in RVEs with irregular fiber diameters
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Figure 5.6: Permeability versus Fiber volume fraction: numerical results

arranged between the two bigger fibers, thus creating a torturous path. This increase in

tortuosity led to a drop in permeability value. Conversely, in the case of Cd-RVE, with an

increase in fiber volume fraction, there is no such effect. The only decrease in permeability

is caused by the packing of fibers. The empirical models were identified in the form of

exponential functions as presented in Equation 5.14, where i represents the fiber diameter

distribution, a and b are model constants and Vf is the fiber volume fraction. Using the

curve fitting module in Matlab, model constants for both the curves were identified and

are presented in Table 5.1 with 95% of significance (R2 = 0.985).

Krve,i = a exp(b Vf ) (5.14)

RVE type a b

Constant fiber diameter 1.102e-10 -8.179

Variable fiber diameter 1.879e-10 -9.689

Table 5.1: Model constants (Equation 5.14) identified using curve fitting.

In order to validate these numerical results experimentally, a UD flax fabric similar

to that in Chapter 3 is used as reinforcement. This UD tape can easily mimic the tow

geometry as all the fibers are aligned in one direction, the transverse permeability can be

measured easily. A rectangular preform of dimensions 12 x 12 cm2 is cut and weighed to

measure the areal weight of the fabric. The variability of the areal weight of this UD tape

is shown in Figure 5.9. The values characterized, and the one provided by the supplier is

not the same. Therefore an average areal weight of the plies is calculated, and this value

81



Figure 5.7: Distribution of fiber diameter in a RVE with 30% Vf

is used to estimate the fiber volume fraction of preform instead the one with a constant

areal weight. The fiber volume fraction is varied by varying the number of plies(n) in

the preform. The tests were repeated at least five times for each n. Unfortunately, only

the unsaturated permeability of these plies is measured as the measurement of saturated

permeability is difficult due to two main reasons. Firstly, the measurement of mass flow

rate is an issue. There is no steady flow, and even if there is, the time to reach the

steady state was very long. Secondly, the measurement of the mass of the test liquid

was not possible as the accuracy of mass balance was far from the range of mass outflow.

Concerning the statements in Section 5.1, the experimental results were plotted against

the fiber volume fraction along with different permeability models presented in section

5.1.

In order to characterize permeability of reinforcement, unidirectional flow experiments

are conducted on a test bench consisting of thick steel plate (bottom) and a transpar-

ent upper mold (see Figure 5.8). Mold deflection during injection is avoided by using a

four-centimeter thick acrylic lid. The volume fraction of reinforcement is controlled using

spacer plates between molds. Engine oil (provided by Mobil DTE) is used as test liquid

in this study. The viscosity of oil is measured before each injection with a Brookfield

viscometer and was found to be 130 ± 5 mPa.S at 23◦C. The achieved pressure gradi-

ent is measured with the help of pressure transducers situated near the inlet and outlet

of the preform. Four different fiber volume fractions are tested to obtain unsaturated

permeability. The experiment is repeated at least three times for each test condition.

In Figure 5.11, the validity of these existing analytical models can be evaluated. The
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Figure 5.8: Schematic of permeability bench

analytical models available in literature take into account a constant fiber radius, but

in the case of flax fibers, the radius is not constant. Therefore, the permeability val-

ues are calculated for radii between 7-10µm [Figure 5.11]. Recently, Zarandi et al.[175]

made an effort to validate the existing permeability models. It was observed that the

models suggested by Tamayol and Bahrami with the hexagonal arrangement were under

predicting the permeability values where the model for the square arrangement agreed

with experiments with glass fiber tows. Similar results were obtained in this study. In

Figure 5.11, it can be easily noticed that the models by Berdechevsky and Cai [178],

Knackstedt and Du Plessis [182] and Tamayol and Bahrami [180] (hexagonal arrange-

ment) do not match the experimental results. Berdechvsky and Cai’s model over predicts

the transverse permeability by one order of magnitude. The experimentally characterized

transverse permeability values are quite dispersed even for a constant number of plies. As

pointed out, this is caused due to the irregularity of the flax tape. On a smaller scale,

the variability of the preform stands out but whereas when the larger samples are used,

the variability is compensated as observed in [189–191]. Nonetheless, these analytical

models are based on the assumption that all fibers have a constant cross-sectional area

and cannot be used for permeability estimation of flax fibers. It can be argued that a

range of plausible permeability values can be obtained using one of the models by varying

the radius of the fiber and the calculations for fill time or void formation can be made in

a stochastic manner but that range of values will be very high and will not be a match

to reality.

For this numerical approach to characterize transverse permeability, the experimental

results are still not in agreement with numerical simulations. Even after imposing a

normal distribution to fiber diameter, the experimental results are about 18% lower than

the numerical results. This difference can be a result of omitting the real phenomena

which occur during the impregnation of flax fibers, i.e., liquid absorption and swelling.

Usually, the fiber swelling phenomena can be omitted as the impregnation time for a tow
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Figure 5.9: Variation of areal weight of UD flax tape

is very short compared to the time required for fibers to swell. Nonetheless, to avoid this

issue, engine oil is considered, which led to a less significant swell rate and the maximum

swell ratio of 1.04. Conversely, the phenomenon of liquid absorption takes place during the

impregnation of fibers, which decreases the liquid velocity, thereby affecting the estimation

of unsaturated permeability. If this loss of mass can be considered for in the numerical

model, it can be expected that the difference between the experimental results and model

can be decreased.
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Figure 5.10: Comparison between experimental and numerical results for transverse per-

meability of UD flax tow

5.2 Void formation in flax fiber preforms

5.2.1 Experimental procedure

A 3X3 twill weave fabric, Nattex 400 provided by Dehondt Technologies, France is used

as reinforcement and epoxy resin, Prime-27(Gurit) with Prime 20 hardener is used as

matrix. The areal weight of fabric and density of fibers are 400g/m2 and 1.52g/cm3,

respectively. The fabric is dried at 80◦C for 6 hours to remove the moisture content and

is not subjected to any further treatment before injection.

The permeability of the fiber preforms are characterized using the same setup pre-

sented in Subsection 5.1.5 (Figure 5.8). In this case, both unsaturated and saturated

permeabilities were characterized for same fiber preform. The results were plotted against

fiber volume fraction and were fitted to the model suggested by Nguyen et al.[43] (Equa-

tion 5.15) in order to identify the model constants. This step helps in defining the preform

permeability in the in-house numerical code.

K =
(1− f2swVf )

n+1

Af2swVf )
n

(5.15)

Composites are manufactured using an in-house aluminum mold with dimensions 270 x

290 x 2.6mm3. The mold is set up in such a way that the resin injection is linear and

without race tracking. Four layers of fabric are stacked in the mold, and the mold is

closed with the help of a hydraulic press. A compaction pressure of 6 bars is applied on

the mold to ensure the final thickness of the composite and also no resin leakage. The
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Figure 5.11: Permeability prediction with different analytical models with different fiber

radii
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Figure 5.12: Schematic of specimen extraction points from manufactured plate

resin is injected at three different injection pressures 1bar, 1.5bar, and 2.0 bar. All plates

are manufactured at room temperature and are cured at room temperature for 17 hours

and then post-cured in an oven at 65C for seven hours. For each injection pressure, at

least three plates are manufactured to ensure the repeatability of the process.

In order to characterize the local void content, specimens are extracted from the com-

posite plate at specific distances from injection point (see Figure 5.12 ). These specimens

are cast in a resin block and are polished using sandpapers (grit size varying from 80

to 4000) and are finished with diamond polish. The micrographs of polished specimens

were acquired using an optical microscope. These images are then converted into binary

images using FijiJ [192]. The binary images are compared to the original image ensure

the absence of noises, and if any, they are removed manually. As voids are represented as

black pixels, the void content is evaluated as a ratio of the number of black pixels to the

total number of pixels in the image, which is easily calculated as area fraction.

5.2.2 Modeling of void formation in flax fiber preforms

It was mentioned in the previous sections that the primary source of voids during liquid

composite molding is air entrapment. In this study, the approach suggested by Park et al.

[35] is utilized with some modifications in governing flow model and initial set-up. It is

known that the flow in natural fiber preforms is different from that of glass fiber preforms

as pointed out in Chapter 2. In this study, the model suggested by Nguyen et al. [1] is
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Figure 5.13: Applied boundary conditions on the numerical model

used both at tow and preform scale.

∇.
(
− K(t, x)

µ

∂P

∂n

)
= S(t, x) (5.16)

∇.
(
− KT (t, x)

µ

(∂P
∂n
− Pc
lT

))
= Smicro(t, x) (5.17)

where S, Smicro is the sink source term at a distance x for a given time t for the macroscopic

flow and for the tow flow respectively. The difference between these two terms is just

the time scales at which the phenomena of liquid absorption and fiber swelling occur.

The permeability K(t, x) refers to the unsaturated permeability of the preform [68, 70]

whereas KT (x, t) is the tow permeability which is also a function of time and distance. An

argument can be made that the influence of fiber swelling on the tow permeability can be

neglected because the fill time for a single tow is relatively very short when compared to

the composite. Also, the difference observed in numerical simulations is quite insignificant.

Nevertheless, both fiber swell and liquid absorption were considered in the model. The

Equations 5.16, 5.17 are solved using the numerical setup described earlier. The sink

source term Smicro is defined at fiber level and is expressed as

Smicro =
Vf,i

1− Vf,i

[ 2a2c2
(b2t+ c2

e
2a2t
b2t+c2 − ρf

ρl
CR(a1b1e

−b1t + c1d1e
−d1t)

]
(5.18)

where a1, b1, c1, d1 are model constants for liquid absorption and a2, b2, c2 are model

constants for fiber swell, CR is the maximum retention ratio and Vf , i is the initial fiber

volume fraction. The values for these model constants are presented in the Table 5.2

which are experimentally characterized. Similarly, the sink (S) term in Equation 5.16 is

expressed as:

S =
Vf
Vf,T

2KeqPc
µR2

T
− Smicro (x

2−1)
2

+ Smicrox
2ln(x)

ln(x)
(5.19)

The imposed boundary conditions on the numerical model are depicted in Figure 5.13.
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Model constant Value

a1 0.144

b1 0.012

c1 0.856

d1 0.314

a2 0.015

b2 0.233

c2 29.99

CR 0.15

Table 5.2: Model constants for sink terms in Equations 5.16 and 5.17

The estimation of void formation is carried out using the basic principles of comparing

the time scales for the resin to transverse a length (lT ) in the channel and inside the tow.

Once, the time scales are calculated, depending on their ratio, the origin of voids can be

attributed either to the tows (Vtow) or the channels (Vchannel) as follows:

∆tT > ∆tC : Vtow = htow.vT (1− Vf,T )
(
1− ∆tC

∆tT

)
;Vchannel = 0 (5.20)

∆tT < ∆tC : Vchannel = hch(1− .vT )
(
1− ∆tT

∆tC

)
;Vtow = 0 (5.21)

Where ∆tT , ∆tC are the time scales for the resin to travel a distance of lT in tow and

channel respectively. htow and hch are the void shape factors in tow and in the channel.

vT is the tow volume fraction and Vf,T is the fiber volume fraction of the tow.

After the formation of air bubbles, two phenomena can occur simultaneously or inde-

pendently. First, the air bubbles’ size can change due to the surrounding resin pressure,

which varies with time. As the flow front advances, the resin pressure surrounding the air

bubble will increase from P (t, x) to P (t+ δt, x) leading to a decrease in the volume of the

air bubble from Vvoid(t, x) to Vvoid(t+δt, x), according to ideal gas law (when temperature

is constant) which can be expressed as:

Vvoid(t+ δt, x) =
P (t, x)

P (t+ δt, x)
Vvoid(t, x) (5.22)

Void formation models in the literature tend to ignore post-formation bubble migration

which is an other important phenomenon. This void migration greatly influences the void

content estimated using these models. Many bubbles, especially the smaller air bubbles

in tows, remain trapped because the highly compact reinforcement architecture hinders

their movement [55, 61]. Conversely, the air bubbles, located in the channels where the

permeability is relatively higher, they manage to escape from their initiation point, and
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are transported quickly toward the flow front along the negative pressure gradient [52].

Such bubble mobility depends on the inter-bundle gap width, the applied pressure, and

the bubble size. In case the bubbles are large enough to be lodged, as the resin pressure

continues to increase at a given location during the filling time in LCM, the bubbles

decrease in size by both the ideal gas law and dissolution until the bubble is small enough

to escape. In general, bubble mobility describes whether bubbles will move faster or slower

than the surrounding resin flow, thereby aiding in the prediction of the final location and

size of a bubble after formation. Due to the difficulty in the experimental observation of

bubble motion in a flax fiber preform, limitations of time, the void migration model is not

implemented in the current study. In order to understand the difference between existing

models and this study, the analytical model (Equation 5.23) suggested by Geuroult et al.

[68] is used to compare the estimated void fractions.

∆tT
∆tC

=
KM

KT

(1− Vf,T )

[
1− FKMVf,T

Df (1− Vf,T )LTCa∗
ln

(
Df (1− Vf,T )LTCa

∗

FKMVf,T
+ 1

)]
(5.23)

5.3 Results

5.3.1 Permeability of flax fiber preforms

In Figure 5.14, the model (Equation 5.15) shows agreement with the experimental values.

The deviation at higher volume fraction from the expected value is caused by limitation

of the model, as the model assumes that fibers swell to their maximum irrespective of the

fiber volume fraction[43].

Figure 5.15 shows the ratio of unsaturated permeability (Kunsat) to saturated perme-

ability (Ksat) versus fiber volume fraction (Vf ). It can be noticed that at low Vf , the ratio

is closer to one whereas, with an increase in Vf over 40%, the ratio decreases to 0.82 and

lowest value of 0.78 at 53% Vf . This difference in the permeability ratio can be attributed

to the delay in the saturation of fiber tows at a high Vf . The tow saturation at higher

Vf takes longer due to the low permeability, and this might be the reason for this differ-

ence in permeability ratio. Also, for flax fibers, the phenomenon of liquid absorption and

fiber swell can be directly related to Vf , which greatly affects the flow front advancement.

Similar results were presented by Francucci et al. [48], although the fiber type is not the

same, while the phenomenon of impregnation is the same as the flax fibers. At 55% of

fiber volume fraction, they reported a ratio of 0.715, which is close to the value found in

Figure 5.15. In literature, it is hypothesized the void formation causes this difference in

permeability ratio during impregnation [39].
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Figure 5.14: Saturated permeability vs fiber volume fraction: experimental results and

model

Figure 5.15: Ratio of unsaturated permeability to saturated permeability vs Fiber volume

fraction
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5.3.2 Effect of local variability on void formation

Due to the high variability of tow porosity of flax fiber preform, three different fiber volume

fractions(0.53, 0.58, 0.63) were used to estimate the influence on void content. For the

selected three different fiber volume fractions, the tow fill times were approximately 6.7,

8.4 and 10 seconds. Figure 5.16 represents the variation of the void fraction with different

tow fill times versus modified capillary number. These simulations were conducted over

a preform with 42% global fiber volume fraction impregnated with epoxy resin with a

constant injection pressure of 2 bar. Here it can be clearly distinguishable that the

variation in tow porosity greatly influences the process window. In case of highly porous

tows(φ =≈ 46%), the optimum Ca* = 0.0087 but for tows with low porosity, the optimum

Ca*= 0.005. As these two porosity values are extremities, it can be assumed that for

a flax fiber preform with 42% of fiber volume fraction, the optimum capillary number

lies between 0.0052-0.0087. In the current case, the preform porosity is assumed to be

unchanged, and only the variation in time ratios in Equation 5.24 and 5.25 were used to

estimate the void formation. Nevertheless, if in case the local preform variation itself is

highly varied due to fabric irregularities, will the optimal capillary number still lie in the

same range as above mentioned? In order to answer this, a study on local variability is

carried out where the tow porosity is assumed to be constant while the porosity variation

is caused by variation in tow and channel widths.

Figure 5.16: Variability of void content with tow fill time

Using the in-house numerical tool [35], the influence of local variability of porosity in a

flax fiber preform can be investigated. It is in fact proven that in glass fiber preforms, the
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Figure 5.17: Contour plot of a random flax fiber preform with mean Vf = 42%

variability of fiber volume fraction within a tow changes from position to position[193].

Similar variability is observed in the case of flax fiber tows. Nguyen [194] found that

the tow porosity varies between 35% to 40%. Even if efforts are made by the textile

manufacturer, the physical characteristics of tow cannot be maintained constant. The

width and linear tex are highly varied from tow to tow. In the current study, the tow

porosity of Nattex 400 is estimated using micrographs and image processing. The values

were found to be similar to the values in [194] despite larger tow width. The linear weight

of the warp and weft tows were similar to each other with a value of 195± 12g/m. This

variation can be supported by the irregularity in fiber lengths. This local variations in

the tows account for different tow permeability, thereby affecting the local flow.

Taking this into account, this variability in initial porosities is imposed by imposing

different porosity values for each node. Normal distribution of tow porosities with mean

around 0.42 and standard deviation of 0.06 is used to generate porosity values for each

node and the element porosity is calculated as an average of the three nodes (see Figure

5.17). It should also be noted that in reality, this variability in porosities will lead to

different fiber swell ratio but in the current scenario, this is not considered. Therefore a

homogeneous fiber swell evolution is assumed. The computational domain is one meter

long, which is sufficiently great to understand the influence of local variations. The domain

consists of 602 elements, each with a length of 5e-3 m. The domain is maintained constant

for 10 runs but the porosity is varied. The numerical results can be seen in Figure 5.18.

Even though the scatter in the flow front is small during the first 200 seconds, a difference

can be observed in the final fill times. A difference of 6.7% in fill time can be observed

which accounts to 12 minutes. Considering the length of the part, this difference may

not seem significant but this can help us draw two interesting statements. First, this

implementation of variable porosity values to the finite elements can provide an range

of estimated fill times which can be expected during manufacturing of composites. This

difference will help in proper selection of inlet and vent placements and inlet conditions.

On the other hand, this difference in fill times can be also utilized to estimate the range

of optimum flow velocities to minimize the void content. In Figure 5.18, it can be noticed

that despite a difference of 6.7% in final fill time of the preform, the range of optimum

capillary number is observed to very small. In fact, this implies that even if the porosity

is normally distributed over a preform, the optimum injection conditions are still remain
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Figure 5.18: Influence of variation in local porosities on fill time

as if the initial porosity content is constant. Nonetheless, assuming that these variations

are caused by tow porosity, then there might be a shift in the optimum capillary number

which should be investigated.

5.3.3 Comparison of the current model with model in literature

The parameters used to predict the void content are presented in Table 5.3. In Figure 5.20

it can be observed that the model proposed by Geuroult et al. [68] predicts almost the

same void content as Equations (5.22-5.26). The main difference is that the lowest void

content was predicted at Ca∗ = 0.01 for model where fiber swell and liquid absorption

was not considered whereas the proposed model predicted the lowest void content at

Ca∗ = 0.005. Thus, this difference can be related to the delayed impregnation of tows

in the case of flax fibers. Also, the unsaturated permeability of natural fibers is lower as

fibers act as sinks, removing the fluid from the main stream as it travels along the preform.

Nevertheless, the observed optimum capillary number is with the range of values suggested

in the literature (10−2-10−3). In Figure 5.20, it can be noticed that the volume of tow void

formation is very high compared to that of the model suggested for non swelling porous

media. This is due to the fact that in the case of flax fibers or any natural fibers, the fiber

bundles exhibit high capillary pressure. It should be noted that the transition from tow

to channel void content is sharper when compared to the model proposed in [68]. This

indicated that finding the process window for natural fiber preforms is narrower than that

of glass fibers.

The experimentally characterized void contents also show the similar tendency but are
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Figure 5.19: Effect of local variations in porosity of flax fiber preform on void formation

not an exact match to the predicted void contents. This is because the model implemented

omitted the phenomenon of void transport, which greatly affects the prediction of final

void content [52]. It is the reason why the void content near the inlet had lower void

contents (around 1%). The air bubbles formed near the inlet might have been transported

along the flow. However, the void content is highest at the end of the plate which is usually

the case when the transported voids get lodged at the bottom of the plate. This is in

agreement with the studies in literature [54, 67]. Another factor that this model lacks

is the void migration from tow to channel. Figures 5.24-5.27 present different voids the

manufactured plates. In Figure 5.24, it can be observed that the voids in the tows are

transported out of the tows and entering the channel indicating the phenomenon of void

migration. The void content observed before the optimal capillary number were mostly

tow voids (see Figure 5.21, 5.22), whereas in the downstream, the contribution to the total

void content was by channel voids(Figure 5.26). These results are however contradicting

to the results presented by Pucci et al. [167] in the literature where the authors stated

that when flax fiber preforms were infused with a bio-based resin, almost zero channel

voids were observed. On the other hand, Shah et al.[195] observed that during LCM of

jute preforms at low fibre content, due to low tow permeability but high macroscopic

preform permeability, the global void content is dominated by tow contribution whereas,

at higher fiber volume fractions, capillary flow in the yarn dominated the flow leading to
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Figure 5.20: Comparison between expected and experimental void content

a higher content of channel voids. In this current study, the global fiber volume fraction

is maintained constant therefore, this phenomenon cannot be observed.

Parameter Value

Macropore permeability (KM) 6.85e-11m2

Fiber volume fraction of preform (Vf ) 0.43

Single tow length (LT ) 6mm

Fiber diameter (Df ) 15µm

Fiber volume fraction of tow (Vf,T ) 0.63

Void shape factor in channel(hch) 0.7

Void shape factor in tow(htow) 0.7

Table 5.3: Preform properties used for void formation and compaction modeling in Figure

5.20
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Figure 5.21: Tow voids near the inlet of the plate manufactured with 2 bar injection

pressure

Figure 5.22: Tow voids near the inlet of the plate manufactured with 1.5 bar injection

pressure
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Figure 5.23: Channel voids observed at the central section of plate manufactured with

1.5 bar injection pressure

Figure 5.24: Channel and tow voids observed at the central section of plate manufactured

with 1 bar injection pressure in weft direction
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Figure 5.25: Channel voids observed at the central section of plate manufactured with

1bar injection pressure

Figure 5.26: Large voids near the vent
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Figure 5.27: Voids near the inlet

5.4 Conclusions

In this chapter, it has been proven that the classical approach for tow permeability can

be rarely used because the experimental and analytical results do not match. However,

numerical tools can be helpful to predict the tow permeability in the case of flax fibers. A

model was suggested based on the numerical simulations, and it was showed that there is

a decent match between the model and experimental results. Only in the case of high fiber

volume fraction, the model deviates from the experimental results, which were attributed

to the phenomenon of liquid absorption. In order to consider this effect, a numerical

model should be considered where fibers act as resin mass sinks. In the second part

of this chapter, modeling of void formation and compression in flax fiber preforms was

discussed. The influence on the variability in local porosities and tow fill time on void

content was discussed. Finally, an overall void prediction curve was compared with the

experimental results and was found that the observations localized near to the injection

point did not match the model, but the model was in agreement with the observations

which were far from the inlet indicating the phenomenon of void transport. Thus the

next step would be adding a void transport module to the existing numerical setup to

understand accurately predict the void content in the final part.
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Chapter 6

In-service behaviour of flax fiber

composites

6.1 Introduction

The investigation of the evolution of both mechanical and physical characteristics of com-

posite material in real-life conditions helps in providing a final verdict into their imple-

mentation as a structural part for commercial use. The physical evolution during aging of

composites can be linked to the dimensional variations, the creation and propagation of

the micro-cracks and the swelling of both resin and fibers. In the case of carbon or glass

fiber reinforced composites, the matrix is the only susceptible component to humidity, and

it absorbs water causing volumetric expansion, i.e., swelling which results in an increase

of stress at the interface leading to debonding of fiber and matrix [196–198]. It is said that

these changes could be either temporary or permanent depending on the aging duration

and the exposure to humidity [199]. The combination of these mechanisms can lead to

the degradation of mechanical performance of the composite. It was also observed that

the repetitive cycles of absorption-desorption cause a change in the diffusion coefficient

and the saturation limit. In the case of carbon/epoxy composites, after three cycles of

absorption-desorption, the saturation limit was increased by 28%, and the diffusion coef-

ficient was increased by 100% [199]. It was stated that this was caused by the permanent

damage of matrix due to repeated expansion and shrinking [197].

The moisture uptake by composite materials usually involves two steps. First, the

water infiltrates the polymer matrix and then by capillarity along the micro-cracks and

crevices around the fiber-matrix interface. The latter is the phenomenon which degrades

the fiber-matrix interface [200]. Generally, in the case of glass or carbon fiber reinforced

composites, the critical parameters during accelerated aging are the temperature and

humidity. Temperature helps in faster diffusion of moisture into the composite whereas
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the humidity content sets the maximum absorption value. This is applicable to both the

cases where the composite specimen is either submerged in a water bath or placed in

a conditioning chamber. Constant monitoring of the water uptake by these composites

provides an insight into the kinetics of diffusion of water which can later influence the

mechanical or physio-chemical behavior of composites. During the water diffusion into

the composite, two phenomena are likely to occur [201]. An irreversible phenomenon

which is usually referred to as the physicochemical behavior and a reversible phenomenon

where the properties can be recovered by drying the material. Regazzi et al. [201] also

stated that there is a limit of conditioning time to make the property reversible. Once

the conditioning time exceeds this threshold, the material starts to degrade permanently.

Understanding aging mechanisms and the development of their descriptive models are

needed for the use of natural fiber composites. Unlike synthetic fiber-reinforced compos-

ites, natural fiber composites have two components viz. fibers and matrix, which are

susceptible to moisture. Therefore, it is necessary to consider both the constituents dur-

ing the prediction of the strength of these materials in the presence of moisture [202].

Of course, this is not easy because the degradation rates of these constituents are not

the same, and the models should take into account such differences [203]. The difficulties

are multiple because it is not only a matter of identifying the mechanisms of degradation

specific to natural fibers in a humid environment but also a need to take into account the

possible effects of the environment on these fibers according to their chemical constituents

[204]. Chilali et al. [205] recently presented a numerical work investigating the swelling of

natural fiber composites using a mesoscale RVE where they showed that at complete sat-

uration, the internal stresses in the RVE are higher than that of the interfacial strength.

Moisture diffusion into thermosets, notably epoxy resins has been widely studied in the

literature [206–208]. It was stated that the diffusion coefficients are dependent of factors

like temperature, cure degree, chemical composition, environment, etc. It was stated that

the presence of fillers in epoxy also affects the diffusion behavior [208]. In case of epoxies,

many diffusion models were applied among which Fick’s law of diffusion was the most

common to describe this phenomenon. In the following section, a detailed description on

the mechanisms of diffusion is presented.

6.2 Kinetics of diffusion

The progression of water molecules into polymer matrix governs the moisture uptake by

composite materials into the empty spaces of polymer with hydrogen bonding [209]. These

hydrogen bonds are stated to be continuously broken as the water molecules progress

through the polymer’s free space. This process continues until the concentration of water
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molecules is equal to that of the surroundings of the composite. The speed of diffusion of

water molecules in a polymer depends on its diffusion coefficient (D), which is determined

by the factors such as free space in polymer and the temperature of the surrounding

atmosphere. There exist several analytical models in the literature which describe the

moisture diffusion. Among these existing models, Fick’s laws of diffusion and Langmuir

are the most commonly used. Studies by [125, 205, 210] showed that the Fickian behavior

could be used to explain the diffusion kinetics in flax/epoxy composites. Thus, in this

study, we consider only the Fickian behavior, which is explained below.

6.2.1 Fick’s law of diffusion

Adolph Fick in 1855 proposed a model to represent the diffusion of water molecules in a

polymer network [211] by using two parameters diffusivityD and moisture concentration

c, which can also be applied to the diffusion of water molecules in a polymer;

∂c

∂t
= div(Dgradc) (6.1)

Equation 6.1 cannot be analytically solved for a general cases. As in most studies

however, considering a rectangular test specimen, the equation can be expressed in the

Cartesian form as:
∂c

∂t
= Dx

∂2c

∂x2
+Dy

∂2c

∂y2
+Dz

∂2c

∂z2
(6.2)

where Di is the diffusion coefficient in x, y, z directions respectively. Crank in his study

[212] has suggested various models for moisture diffusion.

C(t)

C∞
= 1− 8

π2

∞∑
i=1

∞∑
j=1

∞∑
k=1

exp(−π2t(Dx(
(2i+1)2

l
)) + (Dy(

(2j+1)2

b
)) + (Dz(

(2k+1)2

h
)))

((2i+ 1)(2j + 1)(2k + 1))
(6.3)

where, l,b,h are length, width and thickness of the plate respectively, and C(t), C∞ are

the moisture content at time t and at complete saturation. It was found in his works that

the diffusion of moisture happens in the smallest dimension which is usually the thickness.

Therefore, Equation 6.3 can be reduced to Equation 6.4.

C(t)

C∞
= 1− 8

π2

∞∑
k=1

exp(−π2t(Dz(
(2k+1)2

h
))

(2k + 1)2
(6.4)

A solution for Equation 6.4 can be graphically represented in Figure 6.1 [curve Linear

Fickian (LF)]. Curve A represents the case where the specimen never attains an equilib-

rium value which can be represented using the Langmuir model. Curve B represents a

dual Fickian diffusion. Curve C can be fitted to a polymeric material which is induced

to damage or with high void content. Curve D represents the characteristics of materials
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Figure 6.1: Typical diffusion behaviours of non fickian weight gain absorption [213]

exhibiting both absorption and desorption, which is caused by leaching or hydrolysis of

polymeric chains in composites [213].

In order to identify the diffusion parameters, one should determine the unknowns in

equation 6.4. C∞ can be considered as Cmax and Dx can be obtained by least square

method by following the evolution of C(t) obtained by experimental measurement [214].

This holds true in case of both pure polymers and reinforced polymers. The moisture

content in the surrounding also affects the diffusion coefficient and maximum uptake by

the material[199, 215] especially in case of natural fiber composites as natural fibers act

as absorbents [111, 201, 205, 216].

Along with hygrothermal aging of composites, the influence of operating temperature

on the performance of composites should also be investigated. In the case of thermoplastic

composites, this dependency on temperature stands out as the matrix becomes rubbery

and can no further carry the loads. Several investigations on this subject were carried

out for glass fiber, and carbon fiber reinforced composites in terms of flexural, tensile

and impact tests [197, 199, 217, 218]. For these composites, the main factor of influence

was the matrix. An increase in the operating temperature greater than the Tg of matrix

leads to a loss in stiffness of the material and its mechanical performance. On the other

hand, natural fiber composites, are not just limited by the matrix properties but also

by the thermal properties of the reinforcement. Natural fibers like flax fibers start to

degrade around 220◦C, except for basalt fibers whose degradation temperature is similar

to that of glass fibers [219]. This issue calls for possible solutions which can circumvent

this low degradation temperature. One option is to coat the fibers with a flame retardant

coating like Ammonium PolyPhosphate (APP), which shifts the degradation temperature

from 220 ◦C to 250◦C [220, 221]. A study by Rajaei et al. [222] added APP to epoxy

instead of fibers, to investigate its influence on the high-temperature performance of the
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composite. They stated that the thermal degradation onset was lower for composites with

APP compared to composites without APP, which resulted in lower flexural performance.

Studies by Tejvedi et al. [223] and Dhakal et al. [217] showed that if the Tg of the

matrix is low, the composites start to lose their mechanical properties with increase in

operating temperature. There are a handful of studies which made a comparison for

different reinforcement types, additives to the matrix and hybridization of composites,

but, a study on biosourced thermoset composites at different operating temperatures was

scarcely addressed in the literature. Thus, as a part of this study, an investigation on

mechanical performance of flax fiber composites under extreme conditions will be carried

out. Moreover, a comparison will be made on two sets of flax fiber composites, one based

on conventional epoxy system and another, based on bio-sourced benzaoxazine resin.

6.3 Manufacturing of composite specimens

Composite specimens were manufactured with a 2x2 twill weave flax fabric (Flipts &

Dobbels) with an areal weight of 260 g/m2. A commercial epoxy, PRIME-27(Gurit R©)

and, the benzoxazine resin which was developed within the project BIOCOMPAL are

used as matrix. Composite plates are manufactured using hand-layup followed by com-

pression molding. The manufacturing cycle is presented in Figure 6.2. In the case of

benzoxazine based composites, the composites are manufactured following a slightly dif-

ferent procedure. First, the fabrics are dried in an oven at 70◦C overnight, and then the

resin is evenly distributed on these fabrics to obtain prepregs. This step is carried out

because the benzoxazine resin is quite reactive at a prescribed processing temperature

(150◦C). During melting and cross-linking, the resin produces gases which led to the high

residual porosity. Hence, a degassing step is adopted to avoid high void content. Later,

the prepregs are transferred onto a preheated press (150◦C) and are subjected to consol-

idation for 4 hours under 5 bar pressure. A post-curing step is carried out in an oven at

180◦C for 2 hours to complete the curing cycle. Two plates are manufactured for each

composite to obtain 25 rectangular specimens of size 75x25x2mm3 for aging tests.

6.4 Hygrothermal aging

In order to understand the effect of temperature and humidity content on composites

with different matrix systems, the composites are subjected to hygrothermal aging in a

conditioning chamber (see Figure 6.3) at 50◦C with a relative humidity of 90% for a period

of 40 days (see Figure 6.4). The temperature and humidity are maintained constant with

an error of 1%. The composite specimens are monitored systematically until a saturation
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Figure 6.2: Manufacturing cycle for two composites: flax/epoxy and flax/benzaoxazine

plateau is observed. At each time interval, five samples of pure resin and composite are

taken from the aging chamber to measure the change in thickness and mass. Thickness is

measured using vernier calipers, whereas the mass of the specimens is measured with an

electronic balance with an accuracy of 10−4g. Once the composites and resin specimens

reached a saturation point, they are placed in a desiccator at room temperature to study

the desorption behavior. This is repeated until a 40 days period is completed.

The mass gain (%) was calculated as follows:

M(%) =
M(t)−Mi

Mi

× 100 (6.5)

where M(t) is the mass at time t, Mi is the initial mass of the specimen. Absorption

ratio of water into a composite specimen can be characterized into two zones. The first

is a linear region which is followed by a plateau(see Figure 6.1, Curve LF). Shen et al.

[214] proposed that during the initial part of the curve (i.e., M/M∞ < 0.6, the diffusion

coefficient can be determined using the following equation:

M −Mi

M∞ −Mi

=
4

h

√(Dt
π

)
(6.6)

where h is the thickness of the specimen, M∞ is the saturated mass of the specimen

and D is the diffusion coefficient. This equation is a simplified form of Equation 6.4. The

second half of the curve can be represented by the following approximation:

M −Mi

M∞ −Mi

= 1− exp
[
− 7.3

(Dt
h2

)0.75]
(6.7)
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Figure 6.3: Aging chamber

Figure 6.4: Imposed hygrothermal cycle on composite coupons
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Figure 6.5: Experimental set up for high temperature tests

6.5 Mechanical tests

Flexural tests are conducted on specimens subjected to hygrothermal aging. Three-point

bending tests are performed with a universal testing machine, Instron 1185. For these

tests, the standard followed is ISO 14125 [224]. The specimens were of size 75mm in length

and 25mm in width. The crosshead speed is 5mm/min and the load cell used is 1kN. In

the case of elevated temperature tests, along with three-point bending tests, short beam

shear (SBS) tests are selected to emphasize more on the matrix properties [225]. Elevated

temperature tests are conducted using a heating chamber. All the specimens are heated

in the chamber for at least 10-12 minutes so that the samples reach the same temperature

(see Figure 6.5). This time is selected by monitoring the specimen temperature with

a thermocouple. Three testing temperatures, i.e., 23◦C, 60 ◦C and 120◦C, are selected

so that one of them is closer to the Tg of epoxy (72◦C) and another higher than the

normal service temperature of an exterior automobile part. Similar testing conditions are

maintained for flexural tests and SBS tests; the cross-head speed of 1mm/min. The inter

laminar shear strength (ILSS) is calculated using Equation 6.8

ILSS =
3Pmax

4bh
(6.8)

where Pmax is the maximum load, b is the width of the sample and h is the thickness of

the sample. At least, six specimens are tested for each condition to report an average

value of flexural properties and for SBS tests, at least eight samples are tested to report

the average values.
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Figure 6.6: Moisture uptake for epoxy and benzaoxazine resin blocks

6.6 Water absorption of pure resin samples

In order to first understand the differences between epoxy and benzoxazine resins, pure

resin blocks and composites specimens were aged. The resin blocks are around 3.8 mm

thick for epoxy resin and 3mm thick for benzoxazine resin. Unfortunately, during the cur-

ing process of benzoxazine resin, air bubbles were trapped, leading to a residual porosity

of 8-9%. Despite curing them in a vacuum chamber, these air bubbles were difficult to

remove without external pressure. Due to this residual porosity, the moisture absorption

is greater in the case of benzaoxazine resin than the values reported in the literature

[226, 227]. The epoxy resin absorbed a maximum of 1.85% moisture content, compared

to 2.77% for the benzoxazine resin. When the diffusion coefficients for both resin sys-

tems are compared, the benzoxazine resin has a diffusivity a very less of 3.83E− 13m2/s,

while the epoxy has a value of 1.51E − 12m2/s. This difference even after trapping air

bubbles shows that the benzoxazine resin may exhibit better hydrophobic properties than

the commercial epoxy. Figure 6.6 shows the evolution of the moisture absorption over

time for the two resins, where the difference in the absorption can be noticed. In Figure

6.7, the average normalized thickness of the epoxy blocks increase rapidly and reaches a

plateau value after 0.6% of the M∞. The smoothness of the curve can be argued. Never-

theless, given the measurement method, these results seem to be valid. In order to obtain

a further smooth curve, a micrometer should be utilized as suggested in [228]. The similar

trend is observed for benzoxazine samples, and its thickness evolution is incoherent with

the evolution of moisture uptake.

Concerning the moisture absorption of the composite samples, the flax/epoxy com-
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Figure 6.7: Evolution of thickness of resin blocks with time

posites had a moisture content greater than 7% moisture, and the flax/benzoxazine had

a moisture content greater than 6% moisture (see Figure 6.8). The saturation value for

flax/epoxy composites is found to be coherent with the values reported in the literature

[2, 84, 205]. Similar to pure resin specimens, the flax/epoxy composite had a higher dif-

fusion coefficient (3E− 10m2/s) than the flax/benzoxazine composites ,(2.2E− 11m2/s).

Similar to pure resins blocks, composite samples had residual porosities which influenced

the maximum saturation plateau. For flax/epoxy composites, the residual porosity is

3.5%, and for flax/benzoxazine composites, the porosity content is higher around 7.5%.

It is speculated that due to this high porosity content when the moisture content is plotted

against time in Figure 6.8, the initial uptake behavior remains the same, but an evident

difference in the saturation points can be observed. This tendency can also be linked to

open edges of the specimen. If the specimen’s edges are not sealed, the moisture can be

absorbed through those open edges, as fibers are exposed to humidity [229]. Moreover, in

our case, given that the fibers are hydrophilic, the similar behavior in moisture uptake can

be explained. Also, it is also assumed that the penetration of the resin into cell walls also

affects the maximum moisture content and diffusion rate. Therefore, it can be deduced

from the results that, even with a higher void content, the flax/benzoxazine composites

had a slower diffusion than the flax/epoxy. This could be due to the excellent fiber-matrix

interface or the hydrophobicity of benzoxazine, or both.

In addition to moisture absorption measurements, composite samples are also tested

to evaluate the evolution of their mechanical properties with hygrothermal aging. At each

time interval, ten samples are taken out of the climatic chamber, of which five samples
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Figure 6.8: Moisture absorption of composite specimens

are placed in a drying chamber to remove all the moisture, and the others are tested

immediately. This is done to investigate the influence of the duration of aging and the

reversibility of aging effects on a composite sample. Figures 6.9 and 6.10 show that

samples with moisture designated ”wet” always exhibit lower mechanical performance

than dried samples denoted as ”Dried”. The flexural modulus and strength of composites

of ”wet” specimens drop to 60% and 68%, respectively, of their original values after three

consecutive days of aging and later attain a certain plateau at 64% and 72% for modulus

and strength respectively.

On the other hand, when the composite specimens from the same batch are dried

in a desiccator until they lose all the moisture, the composites regain a part of their

lost mechanical properties. Almost complete recovery of mechanical properties is only

observed for composites aged for three days. These composites have retained 92% of their

original modulus and 98% of their strength. After three days, the flexural strength of the

composites decreased continuously, whereas the flexural modulus had attained a pseudo-

plateau (as a slight decrease is observed after 40 days of aging). These differences in ”wet”

and ”dry” composites can be attributed to the damage mechanisms during hygrothermal

aging of natural fiber composites. In Figure 6.11, a clear depiction of the deterioration

of the fiber-matrix interface during the hygrothermal aging is presented. The loss of

flexural properties can be explained using this figure. Due to the fiber swelling after

water absorption, the internal stresses around the interface increases, leading to early
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Figure 6.9: Evolution of flexural modulus of flax/epoxy composites during aging

initiation of damage. However, when the composite is dried, the removal of moisture

decreases the internal stresses and returns to the original form.

Nevertheless, this reversal is not always complete because there is hysteresis during

this phenomenon. Also, this hysteresis can be explained by the difference in hygroscopic

swelling of the fibers, which is much larger than the expansion of the matrix. Thus,

when the composites are dried and the fibers regain their initial diameter before water

absorption, the interface between the matrix and the fibers is weakened, resulting in a

poor stress transfer from matrix to the fibers leading to a continual decrease in strength

of ”dry” composites. Similar results were reported by Regazzi et al.[101] in the case of

flax/PLA composites subjected to hygrothermal aging.

In the case of flax/benzoxazine composites, the evolution of flexural properties with

a duration of hygrothermal aging is similar to that of the flax/epoxy composites (see

Figure 6.12). The tests are carried out only for 30 days due to the machine issue. The

only difference that stands out is the reversibility of the properties. With the duration

of aging, the flexural strength of the composites decreases to a maximum of 78% of

its original strength, and the flexural modulus decreased to a maximum of 85% of its

original value. These results indicate two interesting features of the benzoxazine resin.

Even when the composite absorbs water, the major contributors to this water uptake

are flax fibers. The water diffusion does not plasticize the benzoxazine resin at 50◦C.

Secondly, due to an excellent interface between the flax fibers and matrix, there is a

less chance of interfacial debonding (see Figure 6.13). Nevertheless, the influence of
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Figure 6.10: Evolution of flexural strength of flax/epoxy composites during aging

Figure 6.11: Schematic of effects of water absorption on natural fiber-matrix interface

[230]
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Figure 6.12: Normalized flexural properties of flax/benzaoxazine composites during aging

swelling induced stress can be seen in Figure 6.12, where after 30 days of aging, the

strength of the composite decreased by 10% of its original strength. Despite this decrease,

flax/benzoxazine composites outperform flax/epoxy composites, proving them as an ideal

candidate for applications where the effect of humidity and temperature is great. In

addition, these tests are dominated by the matrix and fiber-matrix interface. Therefore,

the influence from the fibers cannot be seen directly.

6.7 Influence of operating temperature

In this part of the study, we investigate the influence of operating temperature on the

flexural and inter-laminar shear strength of the composites. Similar to the study in the

previous section, a comparison is made between flax/epoxy and flax/benzoxazine com-

posites. In the case of flax/epoxy composites, at 23◦C, the composites exhibit a pseudo-

ductile behavior with a clear breaking point (see Figure 6.14). When the temperature

of the chamber reaches 60◦C, the composites exhibit purely ductile behavior with large

deformation. This is because as the operating temperature approaches the Tg range of

the material, the operating temperature causes the composite to become rubbery, thus

exhibiting ductility. When the operating temperature reaches 120◦C, the specimen starts

to deform under a constant load similar to that of creeping. This proves that these
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Figure 6.13: Micrographs of flax/benzaoxazine (left) single fiber cured in a pool of benza-

oxazine resin; (right) SEM image of fiber surface indicating the presence of resin residue

after shearing from resin.

flax/epoxy composites are not suitable for temperatures over 50◦C. When similar temper-

atures are imposed on flax/benzoxazine composites, their mechanical behavior does not

change with change in temperature (see Figure 6.15). The force-displacement curves at

all three temperatures are similar to the flax/epoxy composites at 23◦C. This can easily

be explained by pointing out that the Tg of these composites is around 158◦C. This also

means that the composite properties should remain unaltered at these temperatures. In

Figure 6.16, the flexural strengths of both composites are plotted against different operat-

ing temperatures. The flax/benzoxazine composites maintain their properties until 60◦C.

At 120◦C however, there is a slight drop in their strength. In reality, this is an anomaly as

there should be no decrease in the strengths as the operating temperature is well within

the limits of Tg of the composite. The only reason that can explain this decrease is the

high local porosity content, which accounted for 6.2% instead of the previously reported

value of 5.5%.

Similarly, in the case of SBS tests, the determination of ILSS of flax epoxy composites

above 23◦C is challenging because the samples show no failure point. Even if there is one,

it is caused by slippage of the sample between the supports which cannot be considered

when calculating the ILSS. Therefore, these values are not reported. Nevertheless, the

ILSS of flax/benzoxazine composites, show consistent results with a change in operating

temperature, as shown in Table 6.1. The temperature has very less influence on the ILSS

of flax/benzaoxazine composites. This could be due to the excellent fiber-matrix bonding

between flax and benzaoxazine resin as shown in Figure 6.13.
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Figure 6.14: Force displacement curves of flax/epoxy composites at different temperatures

Figure 6.15: Force-displacement curves of flax/benzaoxazine composites at different tem-

peratures
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Figure 6.16: Flexural strength of composites at different operating temperatures

Temperature (◦C) Flax/Epoxy Flax/Benzaoxazine

23 15.1± 2.5 19.2± 2.5

60 NA 18.7± 1.85

120 NA 17.6± 3.2

Table 6.1: Inter laminar shear strengths of composites at different operating temperatures

6.8 Conclusions

In this study, the investigation on the hygrothermal aging and influence of operating

temperature of flax fiber-reinforced composites were presented. Hygrothermal aging was

carried out on flax composites with two different resin systems; epoxy and benzoxazine.

It was observed that due to the hydrophobic nature of benzoxazine resin, their corre-

sponding composites had diffusion coefficients lower than flax epoxy composites. Even

in terms of mechanical properties, flax/benzoxazine composites outperformed flax/epoxy

composites. In fact, when these composites were dried and tested, they retained about

90% of their initial properties. When the same composites were exposed to high oper-

ating temperatures, above 60◦C, flax/epoxy composites started to lose their mechanical

properties. Conversely, even at 150◦C, flax/benzoxazine composites exhibit excellent me-

chanical properties. These two studies indicate the advantages of bio-based benzoxazine

resin. In order to thoroughly understand the mechanical properties of flax/benzoxazine

composites, fatigue and creep tests also should be conducted.
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Chapter 7

Conclusions and Perspectives

Conclusion

This dissertation analyzed the influence of manufacturing parameters on the mechanical

properties of the composites. The study addressed these issues from the point of view of

liquid composite molding.

An investigation about the influence of processing conditions on flax fiber thermoset

composites was presented. It was pointed out that the mechanical properties of the

flax fiber composites were highly dependent on the resin cure cycle. At high curing

temperatures, due to the phenomenon of resin penetration into fibers, it was found that the

tensile properties of the UD composites were improved significantly. Also, this work points

out the importance of considering the resin penetration phenomenon on the estimation

of flax fiber tensile properties using the IFBT method.

The wettability of flax fibers was investigated based on wicking tests. A mathematical

model was developed as a part of this work, which took into account both the fiber swell

and liquid absorption. A statistical approach was employed to estimate the hydraulic

radius of the fiber bundle. The model was then compared to the experimental results,

which showed a good fit. Also, wicking tests with water showed that the maximum swell

ratio of fibers in free space and fibers inside the mold is not the same due to the limited

space caused by fiber-fiber interaction.

The study of variation of fiber diameter on tow permeability showed that the classic

tow permeability models could not be adopted to estimate the permeability of flax fiber

tows. Furthermore, the numerical simulations pointed out the difference in permeability

values of RVEs with constant and variable diameters. Then, the void content prediction

in flax fiber preforms was presented. An effort was made to compare the model prediction

with experimental results. Although the model is limited, it does provide an idea of void

formation and compaction in flax fiber preforms.
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Finally, an investigation on the flax fiber composites in an hot and humid environment

is presented in Chapter 6. A comparison was made between benzoxazine and epoxy

composites which pointed out the advantages of benzoxazine composites in an extreme

environment. The resistance to both hygrothermal aging and high temperatures makes

flax/benzoxazine composites suitable for high-performance applications.

Perspectives

In order to understand the resin penetration depth into the flax fibers based on the curing

temperature, nano-indentation tests can be carried out near the fiber-matrix interface.

Also, it may be interesting to conduct similar tests on flax fibers subjected to different

chemical treatments because the interaction of flax fibers with the resin is dependent on

the fiber surface treatment.

Furthermore, to extend the work in the chapter of tow permeability, it would be in-

teresting to generate several hundred micro structures exhibiting a gradient of packing

fractions, to represent the real scenario. Longitudinal and transverse flow simulations,

preferably saturated flow simulations, then can be carried out on those RVEs to un-

derstand the influence of local variations of fiber volume fractions. This large set of

simulations will serve as a data-driven model instead of being dependent on an analytical

model that may or may not predict the exact value. For natural fibers, the longitudinal

permeability of the generated RVEs should be estimated based on the generated RVEs.

The irregularity of fiber length should be considered while estimating the transverse per-

meability of the RVE. This may increase the size of the computational domain massively,

but given the current computational means, this should not be an issue. Further tests

should be conducted using specialized test benches to understand the void formation

mechanisms in flax fiber preforms. Given that the rate of tow saturation is not the same

as the synthetic fiber tows like glass or carbon, it would be interesting to experimentally

investigate the tow saturation by using dielectric sensors or advanced in-situ tests using

X-ray tomography.

In the case of hygrothermal aging of flax thermoset composites, it would be interesting

to test these composites under fatigue or multiple load-unload cycles to study their evo-

lution of damage in the material at different stages of aging. This would give an in-depth

understanding of the feasibility of the application of the flax/benzoxazine composites.
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[74] Joaquim Vilà, Federico Sket, Fabian Wilde, Guillermo Requena, Carlos González,
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ical characterisation of flax: From the stem to the fibrils. Carbohydrate Polymers,

82(1):54–61, 2010.

[172] C.A. Fuentes, L.Q.N. Tran, C. Dupont-Gillain, W. Vanderlinden, S. De Feyter,

A.W. Van Vuure, and I. Verpoest. Wetting behaviour and surface properties of

xvii



technical bamboo fibres. Colloids and Surfaces A: Physicochemical and Engineering

Aspects, 380(1-3):89–99, may 2011.

[173] Hua Tan and Krishna M. Pillai. Finite element implementation of stress-jump and

stress-continuity conditions at porous-medium, clear-fluid interface. Computers and

Fluids, 38(6):1118–1131, jun 2009.

[174] Hua Tan and Krishna M. Pillai. Multiscale modeling of unsaturated flow of dual-

scale fiber preform in liquid composite molding II: Non-isothermal flows. Composites

Part A: Applied Science and Manufacturing, 43(1):14–28, jan 2012.

[175] M. Amin F. Zarandi, Salvador Arroyo, and Krishna M. Pillai. Longitudinal and

Transverse Flows in Fiber Tows: Evaluation of Theoretical Permeability Models

through Numerical Predictions and Experimental Measurements. Composites Part

A: Applied Science and Manufacturing, jan 2019.

[176] B.R. Gebart. Permeability of Unidirectional Reinforcements for RTM. Journal of

Composite Materials, 26(8):1100–1133, aug 1992.

[177] Mayur G. Godbole, Rahul Purandare, Rahul Harshe, Avinash Hood, Suhasini Gu-

ruraja, Makarand Joshi, and Suresh Advani. Influence of filament distribution on

transverse tow permeability: Model predictions and experimental validation. Com-

posites Part A: Applied Science and Manufacturing, 118:150–161, mar 2019.

[178] Alexander L. Berdichevsky and Zhong Cai. Preform permeability predictions by self-

consistent method and finite element simulation. Polymer Composites, 14(2):132–

143, apr 1993.

[179] Sinzi Kuwabara. The Forces experienced by Randomly Distributed Parallel Circular

Cylinders or Spheres in a Viscous Flow at Small Reynolds Numbers. Journal of the

Physical Society of Japan, 14(4):527–532, apr 1959.

[180] Ali Tamayol and Majid Bahrami. Transverse permeability of fibrous porous media.

Physical Review E - Statistical, Nonlinear, and Soft Matter Physics, 83(4):046314,

apr 2011.

[181] Josias Van Der Westhuizen and J. Prieur Du Plessis. An attempt to quantify fibre

bed permeability utilizing the phase average Navier-Stokes equation. Composites

Part A: Applied Science and Manufacturing, 27(4 PART A):263–269, jan 1996.

[182] Mark A. Knackstedt and J. Prieur Duplessis. Simple permeability model for natural

granular media. Geophysical Research Letters, 23(13):1609–1612, jun 1996.

xviii



[183] Y Liu, D Vasiukov, and Stephane Panier. A numerical approach to reconstruct

mesoscopic yarn section of textile composites based upon X-ray. In 23ème Congrès
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Abstract 

This dissertation presents insights into flax fiber-based thermoset composites from two standpoints; 

manufacturing the composites by resin transfer molding and their mechanical characterization. In 

particular, two thermoset matrices have been investigated, i.e. conventional epoxy and bio-based 

benzoxazine. The influence of the intrinsic properties of flax fibers such as variability, fiber swelling 

and liquid absorption on the manufacturing of composite parts is investigated. By considering fiber 

swell and liquid absorption, a mathematical model for the capillary rise of liquid in flax fibers is 

proposed. As classical tow permeability models cannot be adopted for flax fibers due to their 

irregularities in cross-section and fiber diameter, this study resorts to numerical simulations to 

statistically estimate the permeability. The influence of injection pressure during resin transfer 

molding on void content in flax/epoxy plates is characterized and modeled to understand the 

differences in void formation from glass fiber composites. The effect of cure cycle on the mechanical 

properties of composites is investigated by tensile tests of unidirectional flax composites to emphasize 

the evolution of the mechanical locking at fiber/matrix interface caused by resin penetration into 

elementary fibers with increase in processing temperature. Finally, the long-term behavior of 

composites is examined for flax/epoxy composites and flax/benzoxazine composites, by hygrothermal 

aging test.  

 Keywords: Composite materials, Natural fibers, Wettability, Permeability, Aging 

Résumé 

Cette thèse présente un aperçu des composites thermodurcissables à base de fibres de lin de deux 

points de vue: fabrication par moulage par injection de résine et caractérisation mécanique. En 

particulier, deux matrices thermodurcissables ont été étudiées, à savoir l'époxy classique et la 

benzoxazine biosourcée. L'influence des propriétés intrinsèques des fibres de lin tels que la variabilité, 

le gonflement de la fibre et de l'absorption de liquide sur la fabrication de pièces composites est 

étudiée. En considérant le gonflement des fibres et l’absorption des liquides, un modèle mathématique 

pour l’ascension capillaire des liquides dans les fibres de lin est proposé. Les modèles classiques de 

perméabilité ne pouvant être adoptés pour les fibres de lin en raison de leurs irrégularités de section et 

des diamètres de fibres, cette étude a recours à des simulations numériques pour estimer 

statistiquement la perméabilité. L'influence de la pression d'injection lors du moulage par transfert de 

résine sur la teneur en vides dans les plaques de lin/époxy est caractérisée et modélisée afin de 

comprendre les différences entre la formation de vides dans les composites renforcés par fibres de 

verre et fibres de lin. L'effet du cycle de polymérisation sur les propriétés mécaniques des composites 

est étudié par des tests de traction de composites de lin unidirectionnels afin de souligner l'évolution 

d'accroche mécanique à l'interface fibre/matrice provoquée par la pénétration de la résine dans les 

fibres élémentaires avec l'augmentation de la température de traitement. Enfin, le comportement à long 

terme des composites est examiné pour les composites lin/époxy et les composites lin/benzoxazine, 

par test de vieillissement hygrothermique. 

Mots-clés: Matériaux composites, Fibres naturelles, Mouillabilité, Perméabilité, Vieillissement 
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