General introduction

Urolithiasis, else known as the kidney stone disease, is the cascade of events occuring in the kidney leading to the pathological formation of solid concretions in the urinary tracts. This disease has been a plague for mankind throughout history 1 . From ancient Egypt to modern age, major figures experienced the disease such as Ramesses II, Isaac Newton, Charles Darwin or Benjamin Franklin. Over the past fifty years, the kidney stone disease has affected about 10% of the industrialized populations with a global increase in prevalence 2 . A prevalence study, launched in 2012 in the United States of America, pointed out that men were more likely to develop kidney stones compared to women (10.6% vs. 7.1%) 3 . Moreover, the same study showed that overweight persons were more affected than normal-weight ones (11.2% vs. 6.1%). The etiology of the disease is complex and can be due to various causes such as low diuresis or imbalance diet [4][5][6] . Yet, treatments have been rapidly developed to counter-act the occurrence of kidney stones, e.g. ureteroscopy, shockwave lithotripsy or open surgery. Nevertheless, these treatments represent a physical burden for the patients and an economic one for the health insurance 7 .

Kidney stones are known to exhibit a heterogeneous chemical composition with organic and inorganic species. In-depth chemical characterization of the inorganic compounds showed that calcium oxalate (CaOx) and calcium phosphate (CaP) crystals stand for ≈ 70% and ≈ 14% of the kidney stones, respectively 8 . As the main inorganic components among kidney stones, correlative studies were carried out to associate the occurrence of CaOx stones to abnormal urinary analyses 9,10 . Interestingly, most CaOx-based kidney stones appear to exhibit a CaP umbilication at their surface. Nowadays known as the Randall's plaque (i.e. after Alexander Randall who reported it first 11 ), this CaP umbilication initially originates in the kidney at the thin basement of the loop of Henle 12 or in the ducts of Bellini 13 . It is broadly assumed that the Randall's plaque acts as an initiator regarding the growth of CaOx-based kidney stones. However, most in vivo studies accounting for the initiating role of the Randall's plaque or the formation of kidney stones in general rely on indirect evidences 14 .

To improve knowledge on the growth of CaOx-based kidney stones, numerous in vitro studies have been conducted to better understand the kidney stone disease. Noteworthy, in vitro crystallizers have been developped in an attempt to study the growth of CaOx stones under stone promoting conditions (e.g. Mixed Suspension Mixed Product Removal (MSMPR) 15,16 crystallizer or Flow Model of Crystallization in Gels (FMCG) 17 crystallizer). Although valuable, these crystallizers all lack of accounting for the renal confinement and associated urinary laminar-flow. Indeed, the nephron (i.e. the functional unit of the kidney) is constituted of micro-tubular structures through which urine flows at slow velocity. Several numerical studies tried to investigate the formation of calcium-based kidney stones throughout the nephron [18][19][20][21] . Yet, few experimental studies have correlated the numerical models and, in fine, the pathological formation of kidney stones in the nephron.

For example, CaOx-based kidney stones are highly suspected to form within the collecting duct of the nephron in response to abnormally high and pathological concentrations in urinary calcium and oxalate. The collecting duct 22 is a tubular structure with a diameter of ≈ 100 µm through which the urine flows at ≈ 10.0 nL.min -1 . In vitro crystallizers such as the MSMPR or FMCG systems are not capable of dealing with such physical constraints. To address these issues, we decided to rely on a microfluidic strategy (supported by the lab-on-a-chip technology [23][24][25][26][27] ) to investigate the formation of CaOx stones under a micro-confinement akin to the collecting duct. This physical constraint enables to establish flow behaviors likewise encountered in the collecting duct. Associated to chemical conditions similar to pathological stone promoting conditions, we aim at contributing to a better understanding regarding the formation of CaOx kidney stones from a physicochemical point of view.

The present work is divided into four distinctive chapters.

In Chapter 1, we established an extensive literature review regarding the study of the kidney stone disease with an in-depth focus on CaOx stones. Therefore, we defined the CaOx systems with respect to the context of our study, the physicochemistry and the in vivo and in vitro studies accounting for their growth. First, we emphasized the microfluidic technology as a valuable tool to partially re-create the environment of the nephron (i.e. nephron-on-a-chip technology).

In Chapter 2, we introduced the collecting duct-on-a-chip device as a continuous-flow microfluidic platform capable of investigating CaOx crystallization under physicochemical conditions akin to stone promoting conditions. Serving as proof-of-concept, we studied the formation of CaOx crystals under the co-laminar mixing of Ca 2+ and Ox 2-ions. We looked at the CaOx crystalline phases and crystal shapes, to correlate our results with medical observations. Compared to other in vitro crystallizers, we also investigated the in situ and in real time growth kinetics of CaOx crystals to propose a potential growth mechanism for CaOx stones enlargement.

In Chapter 3, we presented a new strategy to study the reactive role of the Randall's plaque with respect to the formation of CaOx kidney stones. We synthetized an apatitic layer with comparable chemical and morphological features of the Randall's plaque. This model system was suitable for subsequent microfluidic investigations using the collecting duct-on-a-chip device. Therefore, we explored in vitro the initiating role of the Randall's plaque regarding CaOx crystallization by accounting for the micro-confinement and fluid-flow encountered in the nephron.

In Chapter 4, we explored the modulating effect of additives from green tea on CaOx crystals in the collecting duct-on-a-chip device. We supported the influence of gren tea in favoring COD crystallization compared to COM crystals. Moreover, this last chapter enables to open the way to more complex experimental and biomimietic conditions in order to investigate CaOx crystallization by using the collecting duct-on-a-chip device. CHAPTER 1.

LITERATURE REVIEW

Chapter 1 Literature review 1. The context of the study Over the past decades, the prevalence of urolithiasis, else known as kidney stone disease, has increased worldwide to affect up to 10.0 % of the industrialized populations. Medical procedures exist to treat people suffering from this condition. Yet, lacking pieces remain and prevent from exhaustively understanding the series of events that cause the disease in first place. Even nowadays, no universal answer prevails despite the investigations and progresses made in the field. In that context, we aim at contributing to the knowledge of kidney stone disease. Herein, we will present the key considerations that have motivated our work. This requires to introduce the vital function of the human kidney, the existing strategies to reproduce its functionality and finally, the microfluidic approach we have decided to follow to answer our questionings.

a.

The nephron: the functional unit of the kidney i. Anatomical description The kidneys are two bean-shaped organs of ≈ 12 × 6.0 × 3.0 cm filtering the blood to help the body to pass wastes as urine. Crucial functions are the maintenance of fluid balance, regulation and filtration of minerals from blood, filtration of waste materials from food/medication/toxic substances, regulation of hormones all ensured by the nephron (i.e. the basic functional unit in the kidney). Each kidney contains about 1 million nephrons, each being constituted of several sub-structures and fulfilling specific functions (Figure 1): the renal corpuscle (glomerulus (G) and Bowman's capsule) and the renal tubules (proximal tubule (T), loop of Henle (L), distal tubule and collecting duct).

In the nephron, the regulation of water, calcium and oxalate (from diet) takes place at different places 1 : the proximal tubule, the descending limb of the loop of Henle and the collecting duct are the segments where water is reabsorbed. Calcium is reabsorbed in the proximal tubule, the ascending limb of the loop of Henle and the distal tubule. Lastly, the proximal tubule reabsorbs oxalate at its early segment whereas it re-secretes oxalate at its late segment. Other electrolytes are also filtered throughout the nephron for maintaining body homeostasis (e.g.

Mg 2+ , Na + , Cl -etc…).

ii. Kidney disease Due to the vital functions that the kidneys carry, these organs are susceptible of various failures such as their progressive and irreversible destruction (i.e. chronic kidney disease), the loose of filtration ability (i.e. kidney failure), the formation of solid concretions (i.e. kidney stone disease), the formation of fluid-filled cysts in the kidneys (i.e. polycystic kidney disease) etc…

These conditions come with a wide range of symptoms (fatigue, increased or decreased urination, blood in urine, acute pain…) and represent an economic burden to the society. For instance, the Haute Autorité de Santé (HAS) estimated that in 2007 the French National Health Insurance spent more than 4.0 billion € to treat 61,000 patients with chronic kidney disease (https://www.has-sante.fr). Regarding this disease, treatments are heavy procedures and mainly consist of kidney transplants or hemodialysis. Hence, there is a real need of model systems to better understand the renal function. Currently, model systems are being developed to address the problematic. One promising approach relies on the use of nephron-on-a-chip devices, coming from the microfluidic technology.

b. Development of nephron-on-a-chip technology to mimic the renal function i. Microfluidic organ-on-a-chip Organ-on-chips are advanced microfluidic platforms designed to mimic physiological structures of an organ and reproduce a primary (yet precise) functionality. The fabrication technique mainly relies on the principle of photolithography from the electronic microchip manufacturing industry 2,3 for transferring geometric and micrometric patterns from a photomask to a light-sensitive chemical photoresist on a substrate. Photolithography being an expensive process and requiring specific facilities/equipment (e.g. clean room), soft lithography represents an alternative for rapid and affordable prototyping of microscale structures, devices on planar, curved, flexible and soft substrates 4 . Generally, soft lithography Fabrication of master, III. Fabrication of PDMS stamp and IV. Soft lithography. Thereafter are presented the main soft lithographic techniques, i.e. microcontact printing of self-assembled monolayer or protein, replica molding and solvent-assisted micro-molding. For example, from the design of a micropattern to its microcontact printing of self-assembled monolayer onto a substrate, it takes 16 steps of fabrication in total. Figure is reproduced from Qin et al. 4 with permission from Springer Nature.

procedure consists in the design of a micrometric pattern with a computer-aided design (CAD) software that is used to fabricate a mask then a master (Figure 2). Thereafter, the master enables to fabricate a stamp that finally serves to create the microchip. Several patterning techniques form the basis of soft lithography (e.g. microcontact printing (µCP) 5 , microtransfer molding 6 , micromolding in capillary 7 or solvent-assisted micromolding (SAMIM) 8 ), yet replica molding (REM) 9 for the fabrication of microfluidic devices for biological and biomedical applications has proven to be particularly adapted.

Thanks to attractive features, polydimethylsiloxane (PDMS) is widely used as an elastomeric matrix for REM technique 10 . Besides of being suitable for biological applications, PDMS such as Sylgard® 184 has the mechanical properties of a moderately stiff elastomer 11 , is optically transparent through a large range of wavelengths 12 and can ensure either irreversible or reversible sealing to different substrates after specific treatments (surface oxidation 15 or carbonyl iron-PDMS mixing 16,17 , respectively).

As the most common microfluidic platforms, microchannels enable a large range of applications such as the synthesis and control of nanoparticle nucleation and growth 18,19 , drug compounds screening 20,21 or gradients generators 22,23 . Furthermore, microfluidic cell culture has become a promising method compared to conventional cell culture (e.g. fine control over temperature, nutrients supply, automation of cell culture tasks…) 24 setting the stage for tissue modelling 25 and organ-on-a-chip development 13,14,26,27 as illustrated in Figure 3. Therefore, research studies focusing on the development of artificial organs such as artificial kidneys 27 , lungs 13 or liver 14 help providing reliable model systems in fields like cancer research, drugs testing etc.

ii. Mimicking the renal function

As already briefly introduced, microfluidic organ-on-a-chip technology has widen the scope with respect to the understanding of organ function by providing reliable model systems. In that prospect, the development of nephron-on-chips have gain attention for the biomimicry of renal function. The first noticeable attempt to reproduce the kidney functional unit was conducted by Essig and collaborators in 2001 28 . By shear-stressing Mouse Proximal Tubule (MPT) cells in Later on, Baudoin et al. 27 developed a PDMS renal microchip to model the distal tubule of the nephron. The setup consisted in functional living cell microchambers interconnected by a microfluidic network and enabled continuous renal tubular cell feeding and control over waste removal by fluid microflow. Using a computational approach, Weinberg and collaborators contributed to the design of a bioartificial nephron-on-a-chip consistent with the anatomy and the physiology of human beings 29 . As shown in Figure 4, they computed a device capable of replicating the function of the glomerulus (G), the proximal tubule (T) and the loop of Henle (L) (see Figure 1). Moreover, they stated that the device could be constructed using current microfabrication technologies and seeded with various renal cell types.

Towards the culture and analysis of inner medullary collecting duct (IMCD) cells, Jang and Suh developed a simple multi-layer microfluidic device 30 . As shown in Figure 5a, a porous membrane divided the two compartments device (one channel-flow and one static chamber) within which renal cells were cultured under appropriate fluidic shear stress. The authors were confident in presenting their construct as a resembling in vivo renal tubule system suitable for drug screening application and advanced tissue engineering. To demonstrate and study the role of human renal proximal tubule epithelial cells (RPTECs) in molecular transport process, 30 for the culture and analysis of inner medullary collecting duct cells; b) microdevice capable of nutrients and waste separation by Gao et al. 31 ; c) proximal tubule-on-a-chip for nephrotoxicity assessment by Jang et al. 32 . All figures are reproduced with permission from RSC and The Japan Society for Analytical Chemistry.

Gao and collaborators reported on the construction of a cell-based separation microdevice on a etched glass substrate as a model for bioartificial renal tubule 31 (Figure 5b). They addressed the necessity to build up a chip capable of nutrients/waste separation for medical care or cell research. Kidney toxicity being one of the most frequent adverse events occurring during drug development, Jang et al. devised a human proximal tubule-on-a-chip capable of nephrotoxicity assessment 32 . In a multi-layer microfluidic device lined with proximal tubular epithelial cells (Figure 5c), they monitored the cells' ability to secrete cisplatin that is a chemotherapeutic drug albeit a proximal tubule nephrotoxin causing cells injury.

Although used to treat patients with chronic renal failure, hemodialysis (i.e. blood filtration) is a heavy procedure and is unable to substitute for the absorptive, metabolic, endocrine and immunological functions of a kidney. Hence, bioartificial renal tubule device (BRTD) capable of hemofiltration could offer a wearable and continuous renal replacement therapy as supported by Ng and collaborators 33 . The BRTD consisted of a lab-on-a-chip bioreactor system with a fibrin coated hollow fiber membrane, seeded with RPTECs and assembled in between a PDMS chamber and a glass substrate (Figure 6a). The authors assessed the proper organization in monolayer of the RPTECs with correct cell polarization. On one hand, RPTECs Chapter 1

1.c. The kidney stone disease: a microfluidic strategy 19 were capable of solutes reabsorption from the glomerulus to the blood. Additionally, RPTECs exhibited correct transport functionalities. Lastly, it is worth pointing out that the rise of 3D

printing has also provided a brand-new method for creating 3-dimensional models of human kidney tissue like 3D renal convoluted proximal tubules (PT) 34 . The 3D convoluted PT

consisted of an open lumen architecture lined with RPTECs, embedded in an extracellular matrix and housed within a perfusable tissue-chip (Figure 6b). RPTECs inside the construct exhibited morphological features and functional markers akin to native cells in vivo that supported the use of 3-D bioprinting as a novel method towards finer replication of in vivo renal microenvironment.

Figure 6. Tubule-on-a-chip systems: a) bioartificial renal tubule device designed for hemofiltration by Ng et al. 33 ; b) 3-D printed proximal tubule colonized with renal cells and exhibiting morphological and functional renal features by Homan et al. 34 . Figure 6a is reproduced with permission from Hidawi and Figure 6b is under Creative Commons license.

c. The kidney stone disease: a microfluidic strategy i. Kidney stone: epidemiology and structural aspects

The kidney stone (KS) disease, i.e. nephrolithiasis, affects about 10% of the industrialized populations 35 with a worldwide prevalence that has been increasing over the past fifty years 36 .

The etiology of the disease is multifactorial (e.g. low diuresis or imbalance in diet [37][38][START_REF] Hankermeyer | Dissolution rates of carbonated hydroxyapatite in hydrochloric acid[END_REF] ) and represents an economic burden for the society 40 . Yet, treatments have evolved rapidly offering invasive (e.g. ureteroscopy, percutaneous nephrolithotomy and open surgery) and noninvasive (shockwave lithotripsy) procedures to remove idiopathic KS 40 . Non-conventional Chapter 1

1.c. The kidney stone disease: a microfluidic strategy 20 strategies have also been explored like riding a roller coaster to facilitate the evacuation of renal calculi 41 . Even though KS exhibit a heterogeneous chemical composition (Table 1), calcium oxalate (CaOx) crystals often represent the predominant mineral component of these stones (70 %) and can be sub-divided into two crystalline phases, respectively the whewellite (CaC2O4•H2O, COM) phase and the weddellite (CaC2O4•2H2O, COD) one 36 . Calcium phosphate (CaP) minerals are also non-negligible and found under various crystalline phases like carbonated apatite, brushite, octacalcium phosphate, amorphous CaP or whitlockite. For practical purposes, most studies only focus on the mineral composition of KS. Yet, these stones are also composed of an organic phase that might contain purines, proteins and even drugs.

Consequently, it is more accurate to consider KS as hybrid organic-inorganic materials.

In the United States of America, a prevalence study launched in 2012 attempted to describe and identify the factors associated with kidney stones occurrence 42 . Results pointed out higher predominance of KS among men (10.6 %) rather than women (7.1 %). Besides, overweight persons were more affected than normal-weight ones were (11.2 % compared to 6.1 %). With similar results across the globe, we can understand the increasing interest of the scientific community in the deciphering of kidney stone disease (Figure 7). ii.Towards a biomimetic approach for kidney stone biomineralization

As previously presented, the increase in prevalence of nephrolithiasis has brought attention on the need of model systems to understand the mechanism responsible for kidney stone formation. In vitro model systems have been proposed to explain the possible reasons for KS formation along with the effect on cellular integrity but without fully accounting for the fluid flow and tubular confinement in the nephron. Consequently, the development of lab-on-a-chip bioreactor systems could overcome these limitations.

In 2012, Wei and collaborators reported on the dynamic formation of CaP stones in a circular cross-section microchannel (Ø = 400 µm) mimicking the renal proximal tubule 43 . First, the microchannel was colonized with RPTECs (top in Figure 8a) that exhibited proper renal epithelium polarization. Thereafter, the in situ deposition of CaP stones on the cellular walls was assessed after the introduction and rapid mixing of CaCl2 and Na3PO4 in Hank's Buffered Salt Solution (HBSS, pH 7.4). The experiment could be monitored by confocal Raman microscopy (bottom in Figure 8a). Additionally, the deposition of other calcium stones on the cellular walls was investigated (i.e. CaOx stones and CaHPO4 stones). Therefore, the authors supported the use of the platform for real time observation of the kinetics of kidney stones formation.

A second study conducted by Laffite and collaborators proposed to follow the formation of calcium oxalate stones using a 100 × 100 µm microchannel mimicking the collecting duct's dimensions (i.e. the most distal tubular structure of the nephron in Figure 1) 44 . To initiate CaOx precipitation, solutions of CaCl2 ([Ca 2+ ](aq) = 12.0 mmol.L -1 ) and Na2C2O4 ([C2O4 2-](aq) = 0.4 mmol.L -1 ) were prepared accordingly to stone promoting concentrations measured in the urine (hypercalciuria and moderate hyperoxaluria, respectively) and continuously injected at 1.0 µL.min -1 each within the microchannel. Following the co-laminar mixing of Ca 2+ (aq) and C2O4 2-(aq) ions, CaOx crystals precipitated in a "conical-shape" due to the establishment of concentration gradients perpendicular to the dynamical interface (top in

Figure 8b

). Scanning electron microscopy and Raman spectroscopy (bottom in Figure 8b)

Chapter 1

1.c. The kidney stone disease: a microfluidic strategy 23 identified calcium oxalate monohydrate (COM) as the dominant crystalline phase with a fewer amount of calcium oxalate dihydrate (COD) as expected with respect to the initial concentrations in Ca 2+ (aq) and C2O4 2-(aq) ions. Worth mentioning, the absence of renal cells within the microchannel did not prevent the CaOx crystallization and enabled to focus solely on the inorganic chemistry behind the biomineralization. Furthermore, the microfluidic approach was also anticipated as an opportunity to study kidney stone growth kinetics, in a state of continuous flow and constant supply in calcium and oxalate solutions to understand the formation of pathological microcalcifications.

In the kidney, the nephron is the functional unit in charge of maintaining fluid balance, regulation and filtration of minerals from blood, filtration of waste materials from food/medication/toxic substances or regulation of hormones. All these vital functions make the nephron susceptible of failures towards the development of kidney diseases. To mimic the renal function, the microfluidic nephron-on-a-chip technology has proven to be a valuable approach [28][29][30]32 . In the particular context of kidney stone disease, continuous-flow microchannels of similar dimension to tubules in the nephron have served as valid candidates to investigate calcium-based kidney stones formation (e.g. calcium oxalate or calcium phosphate stones) under stone promoting conditions 43,44 .

The crystal growth of calcium oxalate systems

Kidney stones are hybrid organic-inorganic materials, though CaOx minerals stand as their dominant inorganic constituent. Thereby, intensive studies have been conducted to characterize CaOx crystals. Herein, we intend to present an exhaustive overview of the studies accounting for its chemical identity, the physicochemical features impacting its occurrence and the main in vitro crystallizers used to study CaOx crystal growth and kinetics under similar conditions to the ones found in the kidney.

a.

The calcium oxalate crystals, CaC2O4•nH2O i. Calcium oxalate monohydrate (COM): whewellite (n = 1)

Thermodynamically stable, calcium oxalate monohydrate (CaC2O4•H2O, COM) or whewellite (after William Whewell) is a crystalline system exhibiting a monoclinic structure (space group P21/c) as depicted in Figure 9.

COM crystal morphology has been extensively studied in the literature [START_REF] Guo | Direct Visualization of Calcium Oxalate Monohydrate Crystallization and Dissolution with Atomic Force Microscopy and the Role of Polymeric Additives[END_REF][START_REF] Thongboonkerd | Factors determining types and morphologies of calcium oxalate crystals: Molar concentrations, buffering, pH, stirring and temperature[END_REF] (Figure 10). COM crystal exhibits numerous shapes, e.g. monoclinic prismatic (A in Figure 10a and Figure 10b), twins (D-E in Figure 10b), dendrites (F-H in Figure 10b), flower-like (N-P in Figure 10b) etc.

Millan determined, theoretically and experimentally, the crystal growth of whewellite shapes [START_REF] Millan | Crystal Growth Shape of Whewellite Polymorphs: Influence of Structure Distortions on Crystal Shape[END_REF] .

The study aimed at showing that the crystal shape could provide clues about the growth conditions of natural renal calculi. Albeit whewellite is the most abundant crystal among the idiopathic renal microcalcifications 36 , it can also be encountered in breast calcifications [START_REF] Tornos | Calcium oxalate crystals in breast biopsies[END_REF] or (unexpectedly) considered for concrete constructions due to waterproof properties [START_REF] Arvaniti | Calcium oxalate crystallization on concrete heterogeneities[END_REF] . Calcium oxalate monohydrate is not uncommon in the vegetal reign neither, where it fulfils calcium regulation in cell or protection against herbivory [START_REF] Franceschi | Calcium oxalate in plants: formation and function[END_REF] . Actually, COM crystals extracted from plants allowed Arnott and collaborators to propose a structure based on X-ray diffraction in 1965 [START_REF] Arnott | Structure of calcium oxalate monohydrate[END_REF] . In a book firstly published in 1989, Daudon, Jungers and Traxer introduced an extensive catalogue of COM crystal morphologies (Figure 10c) with emphasis on the stone disease conditions 50 (Table 2). Noteworthy, presence of whewhellite in kidney stones was related to abnormally high oxalate concentration in urine (i.e. hyperoxaluria).

ii. Calcium oxalate dihydrate (COD): weddellite (n = 2)

Calcium oxalate dihydrate (CaC2O4•2H2O, COD) or weddellite is a tetragonal crystal system (space group I4/m) [START_REF] Sterling | Crystal Structure of Weddellite[END_REF] as shown in Figure 11 and often found in urines of healthy persons [START_REF] He | Particle Size Distribution, Aggregation, and Crystal Phase of Nanocrystallites in the Urine of Healthy Persons and Lithogenic Patients[END_REF] .

Closer attention to COD crystal shows zeolites structure, i.e. channels containing water molecules (right in Figure 11). Therefore, the amount of water molecules into the structure can vary inducing CaC2O4•(2 + x)H2O with x < 1 as the real chemical formula. Noteworthy, the number of water molecules occupying the pores is still under debate among the community. Suspected to have protective effects against stone formations due to weak renal adhesion [START_REF] Sheng | Crystal surface adhesion explains the pathological activity of calcium oxalate hydrates in kidney stone formation[END_REF] , COD crystals can also be lithogenic 36 given specific renal conditions (e.g. excess in urinary calcium concentration). Likewise COM crystals, Daudon et al. listed the various morphologies of weddellite crystals (Figure 12a) according to the disease conditions 50 (Table 2). Compare to whewellite, weddellite is thermodynamically metastable and tends to retransform to stable COM [START_REF] Conti | Phase transformation of calcium oxalate dihydrate-monohydrate: Effects of relative humidity and new spectroscopic data[END_REF] . In vitro COD crystallization in batch is uneasy and often requires additives [START_REF] Chen | Modulation of calcium oxalate crystallization by commonly consumed green tea[END_REF] . Yet, Stankovic and collaborators recently published on the precipitation of sole COD crystals in aqueous solutions by sonication to study crystal growth and conduct kinetic analyses [START_REF] Stanković | Preparation and characterization of calcium oxalate dihydrate seeds suitable for crystal growth kinetic analyses[END_REF] (Figure 12b). iii.The other calcium oxalate minerals: calcium oxalate trihydrate (n = 3, COT), amorphous (ACO) and anhydrous (COAnh)

Calcium oxalate trihydrate (CaC2O4•3H2O, COT) or caoxite [START_REF] Basso | Ca(H2O)3(C2O4), a new mineral from the Cerchiara mine[END_REF] is a triclinic structure (space group P1 ̅ ) as defined by Deganello et al. [START_REF] Deganello | The crystal structure of calcium oxalate trihydrate: Ca (H2O)3(C2O4)[END_REF] and Echigo et al. [START_REF] Kyono | Re-investigation of the crystal structure of whewellite [Ca(C2O4)•H2O] and the dehydration mechanism of caoxite [Ca(C2O4)•3H2O][END_REF] . Although much less common in kidney stones, heterogeneous nucleation of COT crystals in artificial urine was studied [START_REF] Opalko | Heterogeneous nucleation of calcium oxalate trihydrate in artificial urine by constant composition[END_REF] since it was hypothesized that caoxite acted as an intermediate for the formation of COM and COD crystals [START_REF] Tomazic | The kinetics of dissolution of calcium oxalate hydrates[END_REF] . The idea was abandoned with new evidences that amorphous calcium oxalate could play this role. Amorphous calcium oxalate (ACO) is uneasy to synthesize and extract from aqueous solution since it can transform to a more stable crystalline counterpart once back in solution. Yet, several syntheses have been proposed to precipitate ACO either in absolute ethanol [START_REF] Hajir | Stable amorphous calcium oxalate: synthesis and potential intermediate in biomineralization[END_REF] , aqueous solution [START_REF] Ihli | Precipitation of Amorphous Calcium Oxalate in Aqueous Solution[END_REF] or ionic liquid [START_REF] Gehl | Anhydrous Amorphous Calcium Oxalate Nanoparticles from Ionic Liquids: Stable Crystallization Intermediates in the Formation of Whewellite[END_REF] . Known to be a potential intermediate for calcium oxalate monohydrate in the vegetal reign [START_REF] Weber | Amorphous biogenic calcium oxalate[END_REF] , ACO seems to play a similar role in the formation of kidney stones as suggested by Xie et al. [START_REF] Xie | Aggregation of Calcium Phosphate and Oxalate Phases in the Formation of Renal Stones[END_REF] (Figure 13). Briefly, their findings supported that early aggregation of ACO onto the CaP Randall's plaque in the kidney promoted the nucleation and growth of COM-based stone. Last, anhydrous calcium oxalate (CaC2O4, COAnh) has a monoclinic structure (space group P2/m). It is not reported in kidney stone, yet its study provides thermal data about the other CaOx polyhydrates [START_REF] Kutaish | Thermal analysis of calcium oxalate samples obtained by various preparative routes[END_REF][START_REF] Hourlier | Thermal decomposition of calcium oxalate: beyond appearances[END_REF] . b.

The origin of calcium oxalate stone formation i. The "free-particle" model vs. the "fixed-particle" model

Regarding the initiation of calcium oxalate stone formation in the urinary tract, two dominant models currently exist that were defined by Finlayson and Reid as the "free-particle" model and the "fixed-particle" model [START_REF] Finlayson | The expectation of free and fixed particles in urinary stone disease[END_REF] . In the "free-particle" model, it was assumed that stone formation was triggered by tubular fluid being supersaturated in calcium oxalate particles.

Hence, de novo nucleation of calcium oxalate tended to occur at some point in the nephron towards the nuclei growth, aggregation and entrapment while traveling through the section.

However, Finlayson and Reid determined by mathematical modelling that this pathway was unlikely to happen due to insufficient transit time in the nephron preventing from individual crystals to grow large enough and end up trapped. In contrary, they proposed the alternate "fixed-particle" model suggesting that excessive supersaturation of the tubular fluid resulted in the formation of small calcium oxalate nuclei. These nuclei became attached to the epithelial cells in the tubule where damages had occurred leading to crystal growth and agglomeration.

Finlayson and Reid's later model remained uncontested for decades until Kok and Khan's work [START_REF] Kok | Calcium oxalate nephrolithiasis, a free or fixed particle disease[END_REF] . In their publication, they tried to reconcile the free-and fixed-particle mechanisms on the basis that both healthy subjects and stone formers experienced crystalluria in the urine with stone formers excreting larger and more agglomerated particles. Therefore, they calculated the likelihood of stone formation based on the free-particle model used by Finlayson and Reid with the incorporation into the model of the size increasing effect of crystal agglomeration. In essence, they still agreed with Finlayson and Reid regarding the "fixedparticle" mechanism. Yet, they argued that crystalline particles could still grow large enough during normal transit time, be retained due to their size at some point in the nephron and consequently act as a site for stone formation with the highest risk at the end of the collecting ducts.

Lastly, Robertson also supported that the "free-particle" model could still be possible with crystal aggregation taking place if passage in the tubules was delayed 1 . Therefore, he mathematically introduced three new hydrodynamic factors accounting for crystal passage delay. First, particles travelling close to the tubule walls might be moving much slower than at the tubule's central axis due to the flow velocity profile in a pipe structure. Thus, it would significantly delay the transit time through a given segment of tubule. Then, a second potential drag effect on particles could come from the tubule walls themselves. In fact, an increasing effect on a particle velocity in the fluid flow could happen if the diameter of the particle approached the inner diameter of the tubule. Finally, particular spatial orientation of collecting ducts (i.e. upward-draining tubules) within the kidney could add additional transit time for crystal passage since crystals could be subject to gravity force. Hence, it could promote crystal growth alongside aggregation. Robertson's work predicted that calcium oxalate crystals could form de novo at the end of the descending limb of the loop of Henle and/or at the collecting duct prevailing the concentration in oxalate in the tubular fluid. In the collecting ducts, crystallization of small particles would follow small increase in tubular oxalate concentration.

In contrary, larger increase in tubular oxalate concentration would promote crystallization of large crystals coming from the descending loop of Henle and small crystals from collecting ducts.

Recent studies tried to provide experimental investigations with respect to free-and fixedparticle models leading to the conclusion that both could occur in human and animal models [START_REF] Khan | Histological aspects of the "fixed-particle" model of stone formation: animal studies[END_REF][START_REF] Kok | Timelines of the "free-particle" and "fixed-particle" models of stone-formation: theoretical and experimental investigations[END_REF] . In particular, Kok and collaborators reported on the time-dependency involved in both mechanisms [START_REF] Kok | Timelines of the "free-particle" and "fixed-particle" models of stone-formation: theoretical and experimental investigations[END_REF] . They concluded that the "fixed-particle" mechanism was a slow process whereas the "free-particle" one was a rather fast one. Their assertions were based on the examination of two stones timelines. The first stone (Figure 14), suspected to describe the fixed-particle model, originated from a prior renal trauma and grew slowly (yet surely) for over two decades. The second stone, describing the free-particle model, started from a situation of urinary tract infection and grew within 6 years (Figure 15). the presence of urinary macromolecules (e.g. Tamm-Horsfall protein) could result in CaOx crystal agglomeration to form a bigger calculus. Moreover, the crystal could be blocked at some point in the nephron. This could be due to (i) direct adhesion to the renal epithelium, (ii) an important increasing size, (iii) the anchoring through an (inorganic or organic) intermediate or (iv) potential entrapment within a cavity. Last, kidney stone would just grow within the kidney until its natural elimination or after medical procedures (i.e. drugs or surgery).

In a review published in 2011, Tiselius presented an overview of how CaOx stone formation was initiated for important growth and aggregation in the urinary tract [START_REF] Tiselius | A hypothesis of calcium stone formation: an interpretation of stone research during the past decades[END_REF] iii. Influence of calcium and oxalate concentrations in urine Even among healthy persons, urine is supersatured (SS) in the thermodynamically metastable region of stone formation with its susceptibility to induce calcium oxalate crystallization if not well balanced by inhibitors. It underlies the importance of faithfully depicting all the urinary compounds in their native concentration and "chemical environment" for each individual and clinical profile. For instance, subjects with increasing urinary risk factors (e.g. renal excretion, urinary pH and urine volume voided in 24 hours) do not necessarily form stones whereas stone formers could present normal urine analyses. To bridge the gap between the complex in vivo formation of CaOx (or CaP…) crystals and the standard strategy using risk factor analyses, extensive studies have been required to help with the etiology of stone formation. In 2010, He and collaborators described the morphology, size, aggregation and crystalline phase of nanocrystallites from freshly collected urine samples of 85 health persons with respect to 65 lithogenic patients [START_REF] He | Particle Size Distribution, Aggregation, and Crystal Phase of Nanocrystallites in the Urine of Healthy Persons and Lithogenic Patients[END_REF] . In healthy urine samples, they observed smooth spheroidal nanocrystallites, more often COD than COM particles that were well dispersed, with a size distribution from about 20 to 350 nm. In contrast, particles in lithogenic urines had sharply angled edges and tips, were aggregated, with a broader size distribution (from ≈ 1.0 to 1000 nm) and with COM phase more present compared to healthy urines. The study suggested that the rounder the particles, the less aggregated they were preventing stone formation. Furthermore, they concluded with the presence of COD crystallites in healthy urines as being relatively more favorable in preventing stone formation as proposed by Sheng and collaborators previously [START_REF] Sheng | Crystal surface adhesion explains the pathological activity of calcium oxalate hydrates in kidney stone formation[END_REF] . The authors supported that COD crystals formed less stable aggregates, had a poorer adhesion contact to renal epithelial cells leading to a protective effect against stone formation.

Among idiopathic stone formers, Daudon et al. examined 3) were attributed to predict the clinical risk of stone formation (Figure 18b). At pCaOx > 2.0 (mmol.L -1 )², data reported a higher risk of favoring stone recurrence since crystallization score was above 4.0. Finally, Daudon and collaborators concluded with the clinical relevance to distinguish COM from COD crystalluria to help finding out the etiology of renal stone disease (Figure 17a). For instance, abundant COM crystals in urine reflected lithogenic process towards the clinical diagnosis of primary hyperoxaluria. Even though COD crystals in urine had less specific diagnostic value (lesser adhesion onto renal walls than COM crystals), it still accounted for high calcium concentration. Interestingly, COD crystals found under elongated shape (top right in Figure 17a) could be associated to severe (and idiopathic) case of hypercalciuria (> 7.0 mmol.L -1 ) while large octahedral COD crystals (bottom in Figure 17a) were correlated to combined hyperoxaluria and hypercalciuria. i.e. the maximal load of oxalate added without measurable crystallization. Thereafter, the upper limit of metastability (point of CaOx precipitation) was determined by adding the initial oxalate concentration in urine to the permissible increment in oxalate. In both groups, the water load (i.e. decrease in CaOx SS) resulted in an increase in the permissible increment in oxalate, without significant changes in the upper limit of metastability. Additionally, the induced dilution did not affect the inhibitory activity of urinary macromolecules with respect to CaOx crystallization. Authors concluded with a protective effect of water load with respect to CaOx crystallization in stone formers without common urinary risk factors. More than ever, this rises the importance in fully characterizing the native concentration and "chemical environment" of urinary compounds with respect to CaOx crystallization.

In a recent contribution, Laube and collaborators proposed the BONN-Risk-Index (BRI) as an in vitro method to measure the extent of urinary samples for stone formation/inhibition and associated growth kinetics 80 [Ca 2+ ] and oxalate ions (Ox 2-) from added (NH4)2C2O4. Set to 100 % at the start of titration, RLT was continuously recorded until a decrease to 95 % indicating the onset of crystallization (Figure 19b) and BRI = [Ca 2+ ]/(Ox 2-) was calculated (Figure 19c). In a given urine sample, [Ca 2+ ] stood for a significant lithogenic estimate while (Ox 2-) indirectly measured the inhibitory activity with respect to stone formation. In conclusion, Laube and collaborators showed that the BRI method described the imbalance between inhibitors and promotors of crystal formation and enabled to monitor the behavior of crystal growth right after nucleation. COT into the crystallizer, the presence of a magnetic field did not have an influence on the distribution of all three CaOx hydrates. To conclude, the authors agreed on the appearance of a particular hydrate being the result of combined thermodynamic and kinetics factors.

In a more recent contribution, Thongboonkerd and collaborators evaluated factors affecting crystalline phases and morphologies of CaOx crystal generated in vitro [START_REF] Thongboonkerd | Factors determining types and morphologies of calcium oxalate crystals: Molar concentrations, buffering, pH, stirring and temperature[END_REF] . Into a 24-well plate, A gel medium rather than a classical aqueous medium also demonstrated to influence in vitro CaOx crystallization. Bisaillon and Tawashi grew CaOx crystals in two distinct gel systems, respectively silica and gelatin 83 (Figure 21). A U-shaped tube (Figure 21a) was filled with each gel. Prior to crystallization, additives could be incorporated in the gel medium to modify crystal growth. Slow diffusion of the reacting ions was completed by the addition of 10 mL of CaCl2 (0.5 mol.L -1 ) and 10 mL of oxalic acid (0.5 mol.L -1 ) solutions on the gel surface of each side of the U-tube. The results showed that CaOx crystallization in silica gel enabled the growth of single crystals (Figure 21b). COM crystals were twins-or rosette-shaped while COD crystals exhibited bipyramidal shaped similar to those present in the urine of stone formers. In contrary, CaOx crystals grew into aggregates in gelatin gel, but phase identification based on crystal habit was not possible (Figure 21c). The report demonstrated that the gel structure and composition was able to control the nucleation, growth and orientation of CaOx crystals.

The effect of temperature on CaOx crystals grown in silica gel systems was investigated as well 84 . At temperature varying from 7.0°C to 67.0°C, 5.0 mL of CaCl2 (0.5 mol.L -1 ) and 5.0 mL of Na2C2O4 (0.2 mol.L -1 ) were added at each limb of a U-tube to enable CaOx crystallization.

With respect to crystalline phases and morphology, Ouyang and collaborators showed that low temperature (i.e. 7.0°C) increased the content of COD crystals while decreasing the crystal size. Higher temperatures induced COM crystallization in rosettes at 27°C and with encrustations at 57°C likewise second-nucleation occurred at the crystal surface. In terms of crystal growth rate, the results supported an increase in crystal size accordingly to the increase in temperature. The authors also demonstrated an increase in weight of CaOx crystals along with a decrease in time induction, supposedly caused by an enhanced diffusion rate of reagents in gel system at higher temperature.

Finally, molecular additives are known to modulate in vitro CaOx crystallization. For instance, an AFM investigation showed that citrate modulation on COM crystallization relied on selective bindings between -COO -of citrate and calcium in the CaOx lattice along with H-bond between the -OH group of citrate and an oxalate from the matrix 85 . A study involving osteopontin supported that the protein affected COM crystal morphologies in a concentration-dependent fashion 86 (Figure 22a). Besides, catechins (i.e. polyphenolic compounds represented in Figure 22b) from green tea extract appeared effective in directing CaOx crystallization from COM to elongated COD crystals [START_REF] Chen | Modulation of calcium oxalate crystallization by commonly consumed green tea[END_REF] (Figure 22c). Previous studies on animal models supported the preventive effect of green tea on renal stones 87,88 . An in vitro study conducted on renal tubular cells demonstrated the ability of one catechin of interest (the epigallocatechin gallate or EGCG) to decrease the binding of COM crystals from the cells 89 . Knowing that green tea is one of the most drank beverage worldwide, these results could provide with an interesting and natural solution to treat and prevent kidney stones 90 . In the Constant Composition Method (CCM), where a metastable solution is incubated with well-characterized seed crystals of CaOx, a calcium-selective electrode monitors the decline of Ca 2+ ions. The change in potential induces the automatic addition of equivalent amount of Ca 2+ and Ox 2-ions to maintain supersaturation (SS) of solution at constant level. Crystal growth rates are derived from the rate of addition of the titrating solution against the surface area of the crystals present. CCM enables high reproducibility of the measurement of crystal growth rates along with the determination of growth inhibition at constant SS. Yet, the simultaneous quantification of thermodynamic (i.e. change of SS) and kinetic (e.g. inhibitor of crystallization) effects on CaOx crystallization is uneasy and measurements in (nearly) undiluted urine is not possible. Kolbach-Mandel and collaborators, using a CCM approach, addressed the separate effects of growth rate, nucleation and aggregation in COM crystal formation, by combining the system with particle size determination and separate aggregation experiment [START_REF] Kolbach-Mandel | Exploring calcium oxalate crystallization: a constant composition approach[END_REF] using a MSMPR cryst allizer combined with a Malvern particle sizer cell into the flow system [START_REF] Bretherton | Crystallization of calcium oxalate in minimally diluted urine[END_REF] .

Thereby it permitted direct, non-invasive crystal counting and sizing to account for CaOx thermodynamic and kinetic factors. They investigated the effects of exogenous sodium oxalate and temperature on CaOx nucleation and growth rate. While nucleation and growth rate were dependent on SS levels inside the crystallizer, the authors showed that COM formed at 58°C, COD at 38°C and COT at 18°C in agreement with previously reported results 81, [START_REF] Garside | The effect of temperature on the precipitation of calcium oxalate[END_REF] .

In one last noteworthy contribution, DeLong and Briedis utilized an isothermal growth cell in a continuous-flow system to study the growth of COM under either MSMPR or CCM approaches [START_REF] Delong | A technique for the study of growth rates of single crystals of sparingly soluble salts[END_REF] (Figure 24).The cell was equipped with a glass window allowing microscopic viewing (Figure 24a). Additionally, it enabled exact and direct means of measuring the linear growth rates of crystals at controlled temperature and solution SS. Growth rates of COM appeared to be constant at constant SS, showed little evidence of growth rate dispersion with to the conditions tested and indicated that growth kinetics of COM crystal obeyed surfacereaction kinetics.

Among all in vitro systems, Achilles described the Flow Model of Crystallization in Gels (FMCG)

as the most relevant flow model for closely simulating intrarenal mechanisms of urolithiasis with respect to the fixed-particle theory 1,[START_REF] Finlayson | The expectation of free and fixed particles in urinary stone disease[END_REF][START_REF] Kok | Calcium oxalate nephrolithiasis, a free or fixed particle disease[END_REF]91 . In an earlier work, Achilles' research group utilized a FMCG system to investigate the crystal growth of COM crystals in a gel from a flow of supersaturated artificial urine [START_REF] Achilles | Quantification of Crystal Growth of Calcium Oxalate in Gel and its Modification by Urinary Constituents in a New Flow Model of Crystallization[END_REF] (Figure 25). Seed crystals of COM were generated within an agar-agar gel matrix, then feed solutions were conducted through channels (size: 70 × 4 × 12 mm) over the surface at flow rate of 0.5 mL.min -1 (mean urinary flow rate for one kidney) at nearly constant SS. The crystallization model was found to be relevant for investigating the effect of urinary parameters (e.g. drinking therapy or oxalate excretion) on CaOx stone formation under physiopathological conditions.

Other in vitro flow models appear significant for the study of stone formation likewise the use of a reverse osmosis hollow-fiber membrane connected to a flow system by Azoury and collaborators [START_REF] Azoury | Calcium oxalate precipitation in a flow system: an attempt to simulate the early stages of stone formation in the renal tubules[END_REF] . With the plug-flow system, they simulated the early stages of CaOx precipitation occurring in the distal convoluted tubule and the collecting system of the kidney.

The experimental setup, fed at 0.5 or 1.5 L.min -1 with CaCl2 (1.75 mmol.L -1 ) and Na2C2O4 (0.14 mmol.L -1 ), enabled water reabsorption and SS generation for residence time comparable to the one in urinary tract (i.e. approximately 3 min). Particle analysis showed the formation of Azoury's results suggested that the crystallization of COD played a role in stone formation in the renal tubules. In 2000, Mumtaz and Hounslow investigated the effect of hydrodynamics and solution composition on the aggregation of COM crystals using a Poiseuille Flow Crystallizer (PFC) made of a vertically oriented glass capillary associated with pumps and storage reservoirs [START_REF] Mumtaz | Aggregation during precipitation from solution: an experimental investigation using Poiseuille flow[END_REF] (Figure 26). The PFC was operated at steady state with pre-mixed feed particles and solution fed to the top and samples of the effluent were collected at the bottom.

They successfully characterized the role of fluid shear rate on aggregation rate constants and predicted collision rates for further understanding of the aggregation mechanism during COM precipitation. With respect to the role of solution composition on aggregation, they found that the aggregation rate was independent of the calcium and oxalate ions ratio. In later contributions, the same research group presented a model of aggregation kinetics accounting for the fluid shear stress, polydisperse size and linear contact of colliding particles [START_REF] Hounslow | Aggregation of growing crystals in suspension: I. Mumtaz revisited[END_REF] .

Afterwards, they implemented it within the PFC system 100 for further complexity with respect to COM aggregation mechanism 101 .The same year, the precipitation kinetics of CaOx was studied using a continuous Draft Tube Baffled (DTB) precipitation reactor operated at different Chapter 1

2.c. In vitro calcium oxalate crystallization methods residence times, feed concentrations and stirrer speeds 102 . The DBT reactor was made of a jacket glass reactor equipped with a polyethylene draft tube and four baffles. The contents were stirred using a three-blade marine-type propeller with motor pumping the suspension upward in the annulus and downward inside the draft tube. The feed tubes and withdrawal tube could be precisely positioned in the reactor to maintain accurate SS profile in the system.

While a Coulter counter was used to determine particle size distribution, crystals could be withdrawn from reactor for morphology examination using light or electron microscopies. The results indicated that crystal growth rates were controlled by a surface-reaction mechanism with a second-order dependence on absolute SS (i.e. ∝ SS²). Additionally, the nucleation rates were dependent on the flow rate input and the feed point position suggesting a mixingcontrolled nucleation process.

iii.The growth kinetics of calcium oxalate systems

For the development of suitable models for stone removal, knowledge on the dissolution kinetics of calcium oxalate hydrates could be worthwhile. To address the question, Tomazic and Nancollas carried out dissolution experiments of either COM or COT in a thermostated glass vessel at temperature from 15°C to 50°C [START_REF] Tomazic | The kinetics of dissolution of calcium oxalate hydrates[END_REF] . A weighted amount of seed crystals in solution (NaCl or KCl) was stirred in the dissolution cell under nitrogen atmosphere. Then, the rate of reaction was monitored periodically by the analysis of both solid and solution phases.

Tomazic and Nancollas concluded that the dissolution of COM and COT was diffusion controlled and dissolution rates were proportional to the undersaturations. at moderate SS. To describe the "cementing" process (i.e. transport of solute by diffusion followed by surface reaction of the two colliding particles) occurring during COM aggregation, Hounslow and collaborators developed a pore-diffusion reaction model 106 . The precipitation of COM crystals was conducted in metastable aqueous solutions using a batch precipitation system. While initial SS was maintained constant, COM seed crystals were added to the metastable solutions at varying CaCl2 and Na2C2O4 concentration ratios and the resulting suspension was analyzed with a particle size analyzer. The results concluded that the aggregation rate constant depended only on the "cementing" rate, which in turn depended on the solution composition.

For the development of a quantitative growth model, Ananth and collaborators studied the enlargement of the stone fragments to clinically significant size using a MSMPR crystallizer 107 .

Three patients underwent surgical procedure to retrieve eight CaOx fragments of initial weights from 30 to 240 mg. Once suspended in the crystallizer, fragments were supplied with artificial urine from two feed solutions pumping in Na2C2O4 (2.4 mmol.L -1 ) and CaCl2 (12 mmol.L -1 ) solutions at 0.32 mL.min -1 . At intervals of 24 h and until they reached 500 mg, stones were removed, dried and weighted. Throughout the experiment (> 12 weeks), weight was plotted against time to finally best fit a surface area-dependent growth model described as The growth rate of these fragments was suspected to be dependent on their surface area, but no clear and direct evidences supported this suggestion until Ananth and collaborators' contribution. Worth keeping in mind, the developed model could only be considered analogous to a stone growing in a calyx or pelvis of a kidney. Saw and Kavanagh conducted further investigations to study the influence of CaOx crystallization kinetics and variations of calcium and oxalate concentrations on in vitro stone using the same crystallizer system 108 . Fragments of calcium carbonate core material received continuous (yet at various flow rates) supply in calcium (6.0 mmol.L -1 ) and oxalate (1. The precipitation reaction of calcium oxalate was studied experimentally in the presence of spatial gradients by controlled flow of calcium into oxalate solution 110,111 . First, Bohner and collaborators assessed the formation of the thermodynamically unstable calcium oxalate dihydrate in presence of concentration gradients 110 . Briefly, CaCl2 solution (4.00 mol.L -1 ) was flowed into Na2C2O4 solution (0.025 mol.L -1 , pH 9.0) at 20 mL.h -1 and calcium oxalate dihydrate crystals were discriminated under rose-and butterfly-shaped crystals larger than 5.0 µm (B in

Figure 28a

). In contrary, the calcium oxalate crystals resulting from the dropwise addition of Chapter 1
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In vitro calcium oxalate crystallization methods 50 calcium chloride solution into well-stirred sodium oxalate solution led to the formation of the thermodynamically stable crystalline phase, smaller than 1.0 µm and aggregated to form larger particles (A in Figure 28a). There, they concluded that in system characterized with fast kinetics (such as calcium oxalate system), the existence of spatial gradients could provide pathways in producing unstable chemical structures without any additional stabilizers. It was confirmed in a second study that detailed the calcium oxalate precipitate pattern formation by systematically varying parameters that affected the gravity current (i.e. fluid motion) 111 . The same research group showed that enhancing the gravity flow by either increasing the flow rate or the density difference between the reagent solutions (i.e. concentrations) could control the composition of the calcium oxalate product (Figure 28b) and the spatial spreading of precipitate pattern (Figure 28c).

In kidney stones, calcium oxalate (CaOx) crystals stand as the main inorganic mineral (> 70 %). Commonly found under CaOx monohydrate (COM) or CaOx dihydrate (COD) crystalline phase, they have been extensively studied in the literature with respect to their morphologies in kidney stones 50 and the physicochemical and urinary features affecting their occurrence among stone formers (e.g. urinary pH 82 , excess in Ca 2+ and/or Ox 2-ions 78 , catechins 57 etc…). Currently, two theories exist to depict the series of events leading to kidney stone formation. Whether a stone grows freely into the tubular flowing-fluid of the nephron (the free-particle model) or grows attached onto the tubular walls (the fixed-particle theory) 1,[START_REF] Finlayson | The expectation of free and fixed particles in urinary stone disease[END_REF][START_REF] Kok | Calcium oxalate nephrolithiasis, a free or fixed particle disease[END_REF][START_REF] Kok | Timelines of the "free-particle" and "fixed-particle" models of stone-formation: theoretical and experimental investigations[END_REF] .

Furthermore, in vitro investigations have been conducted to build a model system accounting for the growth kinetics of CaOx crystals. In that context, noteworthy in vitro continuous-flow crystallizers have been utilized such as the Mixed Suspension Mixed Product Removal (MSMPR) [START_REF] Garside | The effect of temperature on the precipitation of calcium oxalate[END_REF] or the Flow Model of Crystallization in Gel (FMCG) 112 . These crystallizers aim at experimentally simulating CaOx crystal growth at physicochemical conditions similar to encountered in the kidney. Current growth models tend to support CaOx crystal growing based on a surface dependent kinetics, i.e. depending on the bulk concentrations in Ca 2+ and Ox 2- ions surrounding the growing particle 107 . However, the transport-limited kinetics (i.e. reagents supplied rate to the growing particle) cannot be neglected with respect to CaOx crystal growth 6) to carry out the formation of HAp onto bioactive glassceramic 120 . Thereafter, the protocol for the preparation of SBF was modified to a solution with ion concentrations 1.5 times those of SBF (1.5 SBF) in order to lower the induction period for the apatite nucleation on the substrate 121 . Although under constant modification, the use of SBF solution has remained one standard to prepare biomimetic apatite coating on substrate like titanium for surgical implant purpose 122 . However, some controversy still remains regarding the use of SBF solution to prepare HAp and test its bioactivity 123 .

Table 5. Main calcium phosphate minerals.

Table 6. Ion composition and associated concentrations of blood plasma, Simulated Body Fluid (SBF) and 1.5 SBF solutions (mmol.L -1 ). kidney stones with a focus on the disease conditions 50 (Table 7). Interestingly, the presence of an apatitic deposit on CaOx-based stones was often noted 124 and was addressed as the Randall's plaque. iii. In vitro approach of the Randall's plaque Few models in bulk exist regarding in vitro approach of the Randall's plaque. In the early 90's, Achilles and collaborators generated CaP spherulites in a FMCG system (Figure 25 by Achilles and collaborators [START_REF] Achilles | Quantification of Crystal Growth of Calcium Oxalate in Gel and its Modification by Urinary Constituents in a New Flow Model of Crystallization[END_REF]138 . In-depth knowledge about this biomineral would provide with valuable insights with respect to kidney stone formation.

Ions Na + K + Mg 2+ Ca 2+ Cl - HCO3 -HPO4 2-SO4

Conclusion

With the prevalence of kidney stone disease increasing worldwide, it is of prime importance to well understand the stone composition, the factors affecting the crystalline phases and morphologies, and the cascade of events leading to urolithiasis. Thereby, we reviewed the current state-of-the-art regarding research on kidney stone disease. CaOx crystals being the predominant species in renal calculi, extensive in vitro studies have been conducted regarding the crystallization and growth kinetics akin to conditions found in the kidney. For instance, investigations involving MSMPR (section 2.c.ii) system tended to support that CaOx crystal growth obeyed a surface-reaction kinetics. Therefore, the incorporation process into the CaOx matrix from the bulk solution would only depend on the supersaturation state in ionic species at the crystal surface. On the other hand, FMCG (section 2.c.ii) system provided with insightful information regarding the growth of CaOx crystals at the interface of an organic or inorganic (MSMPR) system), though they lack of accounting for the effect of confinement and associated fluid-flow encountered in the nephron. Thanks to a microfluidic approach that we will develop hereafter, we intend to address the two previous issues. In the coming section, we will present a 2D continuous-flow microchannel as a "proof-of-concept" towards the investigation of CaOx crystallization akin to renal physiopathological conditions. Beforehand, preliminary basis will set the scene with respect to fluid mechanisms at microscopic scale.

a.

The microfluidic methodology i. Hydrodynamics at the microfluidic scale

In the field of microfluidics, microchannels have been considered as micro-reactors for conducting chemical reactions 1,2 . Fluid mechanics has to be taken into consideration to describe the physicochemical phenomena occurring in the micro-systems. For simplicity, we will illustrate it with a pipe system of circular section. A fluid continuously entering at a defined flow rate Q in a pipe behaves according to the laws of hydrodynamics 3 (Figure 1). The fluid is characterized by its velocity profile u ⃗ (m.s -1 ) and flows differently according to the radial location in a pipe. Friction along the pipe walls tends to slow the fluid, whereas at its axis the fluid is at its maximal speed. The average fluid velocity is defined as u ̅ (m.s -1 )

u ̅ = Q S ( 2. 1 )
with Q = the flow rate (m 3 .s -1 ) and S = the pipe cross-section (m²). In the particular case of a Newtonian fluid (i.e. fluid density ρ0 = constant), its motion is described by the Navier-Stokes

equation ∂u ⃗ ∂t + u ⃗ • ∇u ⃗ = ρ ρ 0 g ⃗ - ∇p ρ 0 + ν∇ 2 u ⃗ ( 2. 2 )
with g ⃗ = the g-force applied to the fluid (N), p = the pressure (Pa) and ν = μ / ρ the fluid kinematic viscosity (m².s -1 ). The previous equation ( 2. 2 ) is the application of the second Newton's law to a fluid. In case of an incompressible fluid (i.e. u ⃗ • ∇u ⃗ = 0), fluid motion is Another parameter of interest with respect to fluid mechanics is the Péclet number P e,i

P e,i = u ̅ d D i = convection diffusion ( 2. 4 ) (dimensionless) 
with Di = the diffusion coefficient of chemical species i (m².s -1 ). The parameter is relevant in the study of transport phenomena, e.g. to measure the ratio of the convection rate of a molecule (by the flow) to its molecular diffusion rate by a gradient. In the field of microfluidics, it is uneasy to give a precise characteristic order of magnitude regarding the Péclet number.

Nevertheless, a high (respectively low) Péclet number indicates a strong (respectively low) influence of the molecular convection along the pipe compared to diffusion.

To summarize, some parameters of interest have to be considered with respect to hydrodynamics in a microchannel. From the Navier-Stokes equation, dimensionless features such as the Reynolds and the Péclet numbers (i.e. Re and Pe,, respectively) enable to characterize the fluid flow behavior in a microchannel. In the context of the present study, these features are important when using a micro-reactor to conduct chemical reactions. Compared to batch syntheses, controlling the fluid behavior in the micro-reactor permits a finer control of the diffusion of ions in the confined medium towards synthesis reproducibility.

ii. The collecting duct: a tubular micro-reactor In the nephron, the collecting duct (Figure 2a) is a tubular micro-structure of ≈ 100 µm in diameter with urine flowing at ≈ 10 nL.min -1 under laminar regime (i.e. Re ≈ 0.0021) 4 . Within this structure, CaOx stones might form due to supersaturated concentrations in Ca 2+ and Ox 2- ions. In the context of the present work, we made the decision to use the microfluidic technology to build up a microchannel operating under continuous-flow conditions. A previous contribution from our research group showed that such microfluidic system allows the study of CaOx crystallization 5 . Compared to classical crystallization in batch, the microchannel aimed at mimicking the tubular micro-confinement and associated fluid-flow of a single collecting duct.

Therefore, a "Y-shaped" channel with a 100 × 100 µm square section and of 2.5 cm in length from the Y-junction was designed and casted in a polydimethylsiloxane (PDMS) matrix (Figure 2b). Worth pointing out, the length of 2.5 cm in our design was consistent with the dimensions of one collecting duct as used by Roberston to model mathematically CaOx stone formation 6 (refer to Chapter 1 section 2.b.i). The tubular structure was assembled with a bare glass slide using a compressive metallic holder. Consequently, Laffite et al. 5 obtained a mechanically and reversibly sealed microfluidic platform. The platform served as a collecting duct-on-a-chip device to induce CaOx stone crystallization akin to conditions promoting pathological kidney stone formation. It enabled to investigate the precipitation of CaOx crystals at the mixing micro-interface of Ca 2+ and Ox 2-ions. Nevertheless, the fully assembled device was too thick. Therefore, the platform was unsuitable for investigating CaOx crystallization using microscopy for in situ characterization, for example.

In the present work, we modified the previous collecting duct-on-a-chip device to allow magnetic and reversible sealing of the platform 7 (Figure 2c and Appendix for further technical description). Briefly, iron carbonyl micro-particles are added to the PDMS polymer matrix to make the edges magnetic and induce reversible sealing/unsealing using magnets. Hereafter, we will demonstrate that this modification did not affect the ability of the collecting duct-on-achip device to act as a CaOx crystallizer. In contrary, the reversible property provided with an easy-to-use microfluidic platform for later structural and spectroscopic characterization unlike usual PDMS microchips irreversibly sealed using O2 plasma treatment.

b.

The physicochemical strategy for calcium oxalate crystalluria i. CaOx crystallization under co-laminar flow of Ca 2+ (aq) and Ox Thereafter, co-laminar flow mixing of aqueous solutions of Ca 2+ and Ox 2-ion induced CaOx crystallization. As already mentioned above, some parameters are worth keeping in mind when considering hydrodynamics. Obviously, the main one is the flow rate (Q) that enables to define the average flow velocity (u ̅), the flow regime (Re) and the magnitude of convection over diffusion (Pe) in the channel. To illustrate our point, Table 2 summarizes the hydrodynamic parameters of interest in case of the Ca 2+ and Ox 2-aqueous solutions injected at equal flow rate of 1.0 µL.min -1 inside the 100 × 100 µm "Y-shaped" microchannel of 2.5 cm length. At this point, it is important to point out that Q = 1.0 µL.min -1 is ≈ 100 times higher compared to the urinary flow condition in a single collecting duct. In these conditions, Re = 0.37 (≪ 1) indicated a laminar flow regime in the microchannel as well. Regarding Pe = 374, it emphasized the relative importance of convection vs. diffusion of ions in the system.

Crystallization occurred following several steps as described in Figure 3. First, both ion precursors were injected with a syringe pump at same flow rates, i.e. QCa 2+ = QOx 2-, inside the micro-reactor for two hours (Figure 3a). While convection occurred along the flow direction in the channel (Figure 3b), Ca 2+ and Ox 2-ions diffused through the dynamical liquid-liquid interface (dashed line in Figure 3c). As shown in Figure 3d, this phenomenon created a diffusion cone where the two ion precursors mixed leading to the precipitation of CaOx crystals (Figures 3e-f). Figure 3f underscored the asymmetric geometry of the CaOx precipitation cone. CaOx precipitation appeared shifted towards the oxalate-rich side of the microchannel. (with j i = the diffusion of chemical species i in m².s -1 , D i = the diffusion coefficient of chemical species i in m².s -1 and ∇c = the concentration gradient), we can state that at comparable selfdiffusion coefficient Ca 2+ ions (DCa 2+ = 7.92 × 10 -10 m².s -1 ) will diffuse faster towards the Ox 2- rich-side (DOx 2-= 9.87 × 10 -10 m².s -1 ).

Based on crystal habit examination, Scanning Electron Microscopy (SEM) revealed that CaOx crystals precipitate on the sealing glass coverslip in a mixture of predominant CaOx monohydrate whewellite (CaC2O4•H2O, COM) form and occasional CaOx dihydrate weddellite (CaC2O4•2H2O, COD) ones (Figure 4). SEM examination along the microchannel demonstrated that COM crystals remained dominant compared to COD crystals. Moreover, we observed the overall decrease in CaOx crystal size with respect to the distance away from the channel "Y-junction". Each CaOx hydrate exhibited various morphologies with discernable crystallographic faces (Figure 5). Based on data from the literature, COM crystals were found under twins (Figure 5a), prismatic (Figure 5b) or "flower-like" (Figure 5c) habits while COD crystals were bipyramid-shaped either flatted (Figure 5d) or elongated under very specific chemical conditions (e.g. Figure 5e in addition of green tea). It is worth mentioning that we did not report the precipitation of other CaOx hydrates such as trihydrate caoxite (CaC2O4•3H2O, ACO is suspected to be an intermediate phase for kidney stone formation 11 but there is a lack of clear evidence and COAnh was never reported.

Due to the small amount of precipitated materials, standard X-Ray Diffraction (XRD) analysis could not be carried out to discriminate CaOx crystalline phases. Numerically, if CaOx crystals precipitated to entirely fill the microchannel (V = 2.5 × 10 -4 cm 3 ) then mCaOx,max = 0.53 mg (ρCOM = 2.12 g.cm -3 at 20°C). To confirm the formation of either COM or COD crystals, we conducted Raman spectroscopy instead (Figure 6) at the spatial resolution of a unique crystal.

Therefore, each morphology could be correlated to the specific spectral signature of either COM or COD crystals 5,12,13 . As shown in the right part of Figure 6, COM crystal (in green)

exhibited characteristic peaks at 1464 and 1490 cm -1 while COD crystal (in red) exhibited its characteristic peak at 1478 cm -1 . These peaks correspond to a double symmetric C-O bending vibration for COM and a single symmetric C-O bending vibration for COD 13 , respectively.

Interestingly, the relative intensities of the two characteristic peaks for COM crystals varied with respect to one another and seemed to depend on the crystallographic face under scrutiny.

Additional investigation will be considered to support this statement.

Finally, we collected and analyzed the reagents solution at the end of the micro-reactor. It enabled to determine the concentration of remaining Ca 2+ ions along with the type of crystals exiting the microchannel. After two hours of continuous injection of reagents, the concentration ii. Relevancy with respect to medical considerations In our study, the concentrations of calcium and oxalate ions matched the stone promoting conditions of a patient experiencing hypercalciuria ([Ca 2+ ](aq) = 12.0 mmol.L -1 ) and moderate hyperoxaluria ([Ox 2-](aq) = 0.4 mmol.L -1 ) at the same time. Several in vitro strategies could be considered to investigate this medical condition (see Chapter 1 section 2.c.ii). However, not all these crystallizers suit the problematic. Although QCaOx > Ksp(CaOx), these chemical conditions are not sufficient to induce CaOx precipitation using a standard batch crystallizer (Figure 8a)

due to a lack of control over diffusion and mixing phenomena. Using a Mixed Suspension Mixed Product Removal (MSMPR) crystallizer (Figure 8b) could be considered since it is broadly utilized to study kidney stone growth under stone promoting conditions 14 . However, the setup requires few liters of reagent solutions to operate. To overcome the previous issues, a micro-reactor of dimensions akin to one collecting duct can be considered (Figure 8c) 5 .

Microfluidics allows reproducing the laminar flow regime (Re = 0.37) as encountered in a single collecting duct. In addition, it permits an accurate control over the concentration gradients generated due to coupling of the molecular diffusion and convection (Pe = 374). Finally, small volume of solutions are required to induce crystallization (e.g. 120 µL of each reagent at equal flow rate of 1.0 µL.min -1 for 2 hours). Crystallizers presented in Figure 8d-e will be discussed later on in section 2.b.i.

Based on experimental observations, we assessed that CaOx crystallization occurred within the microchannel, either onto the glass coverslip (Figure 4) or within the continuous flow of the solution (Figure 7). Under simplified assumption, the CaOx crystals inside the microchannel could be regarded as similar to those attached on the surface of the collecting duct. On the other hand, the crystals collected in the reagents solution (i.e. at the exit of the flow) could be considered as a simplified model of CaOx crystals in urine of stone formers.

Such comparison could be envisaged, especially when thinking about the fixed-and freeparticle theories as introduced by Finlayson and Reid 17 (see Chapter 1 section 2.b.i). On one hand, the fixed-particle theory supports that CaOx stones can develop once attached to the epithelial cells in the tubules. The second model, i.e. the free-particle theory, suggests a crystallization of CaOx stones within the tubular flow. Nowadays, no net consensus exists to conclude with a gold standard theory. Kok and Khan 18 or Robertson 6 tried to reconcile the fixed-and free-particle theories using mathematical modelling. More recently, Kok suggested that both could be valid based on human model examinations 19 . As described in Chapter 1 section 2.b.i, they investigated the timelines of two patients having kidney stone from its formation to its surgical removal and concluded that both theories were plausible. Yet valuable, their respective contributions relied on indirect observations. With that in mind, the collecting duct-on-a-chip platform would stand for an experimental setup for CaOx crystallization following fixed-and free-particle theories at the same time.

As introduced in Chapter 1 section 2.b.ii, Daudon et al. investigated CaOx crystalline phases with respect to the concentrations of free Ca 2+ and Ox 2-ions measured in the urine samples of a large group of stone formers 8 . In turn, they considered the molar ratio rCaOx

r CaOx = [Ca 2+ ] (eq) [Ox 2-] (eq) ( 2. 6 )
with [Ca 2+ ](eq) and [Ox 2-](eq) (mmol.L -1 ) standing as the concentrations of free Ca 2+ and Ox 2-at equilibrium with the CaOx solid phase in the urine sample. The authors established a catalogue of CaOx crystals in urine with various crystalline phases and morphologies (Figure 9a).

Besides, they correlated the urinary occurrence of CaOx crystalline phases to rCaOx (Figure 9b). Consequently, COM crystals were mainly reported in urine samples when rCaOx < 5. In contrary, COD crystals became the dominant crystalline phase in case of (Figure 4) with various shapes (Figure 5). Albeit usually obtained in batch (e.g. in a 24-well plate crystallizer 20,21 ), the twins COM crystal morphology (Figure 5a) was never reported in vivo 9 . In the reagents solution, it was interesting to note that CaOx crystals exiting the The collecting duct-on-a-chip device presented several advantages. The microfluidic approach enabled to mimic the tubular confinement and laminar flow regime encountered in a single collecting duct 5 . Therefore, CaOx crystallization was investigated at pathological concentrations in Ca 2+ and Ox 2-ions 9 . In a highly simplified approach, the CaOx particles were considered to form either at the surface of the collecting duct (i.e. on the glass coverslip) or in the tubular flow (i.e. very simplified model of urine). Additionally, CaOx crystalline phases and morphologies could be studied with respect to the physicochemical conditions. Moreover, the results could be confronted to medical observations 8 taking into account some limitations. and Ox 2-ion concentrations in our model system.

Nonetheless, we would like to draw attention to the used flow rate of 1.0 µL.min -1 . With respect to in vivo urine flow, the flow rate used here was 100 times higher and could not be considered as biomimetic. Thereby, we could not neglect the possible role of hydrodynamics on CaOx crystallization. We will be focusing on this parameter of interest in the following part.

Influence of hydrodynamics on calcium oxalate crystallization

We have demonstrated that the collecting duct-on-a-chip device is a robust platform for the investigation of CaOx crystallization. The in vitro micro-reactor operates at concentrations in Ca 2+ and Ox 2-ions matching human stone promoting concentrations. Furthermore, our microfluidic approach enables to conduct investigations at low fluid-flow conditions. In consequence, the influence of hydrodynamics cannot be disregarded with respect to the cascade of events leading to CaOx crystallization. Herein, we will address the role of flow conditions regarding mixing of reagents and the subsequent CaOx crystallization.

a. The effect of the hydrodynamics Unfortunately, we did not succeed in inducing CaOx crystallization experimentally at the lowest flow rate due to technical limitations (i.e. inappropriate syringes for the setup). However, we believed that the numerical investigation of Q = 0.01 µL.min -1 in the channel was worth studying.

A given flow rate, e.g. 1.00 µL.min -1 , stands for the flow rate of one reagent in solution. In consequence, the total flow rate in the microchannel is Qtot = QCa 2+ + QOx 2-= 2 × QCa 2+ as shown in Figure 3a. For each flow rate, the corresponding hydrodynamic parameters were calculated for an averaged self-diffusion coefficient Daverage = 0.5×(DCa 2+ + DOx 2-) = 8.89 × 10 -10 m².s -1 and the kinematic viscosity of water ν = 0.893 × 10 -6 m².s -1 at 25°C (Table 3). The co-laminar mixing of Ca 2+ and Ox 2-aqueous solutions in the microchannel enabled CaOx crystallization at 1.00 µL.min -1 as already demonstrated (Figure 10a), but also at 0.10 µL.min -1 (Figure 10b). Similarly to section 1.b.i, the reagents solutions at the end of the microfluidic device were collected to identify their content in CaOx crystals (Figures 10c-d)

and to measure [Ca 2+ ](eq). Additional measurements such as the shape of the diffusion cone (quantified by the angle α as illustrated in Figure 10a) and the size range of CaOx crystals (lCaOx) within the microchannel are gathered in Table 3. These parameters served as a qualitative overview regarding the influence of hydrodynamics on CaOx crystallization.

The images in Figures 10a-b pointed out that CaOx crystals precipitated into a conical shape at all flow rates. Further discussion will be initiated in the next section regarding this experimental observation.

At the exit of the microchannel, Figures 10c-d revealed the sole presence of flatted bipyramidshape COD crystals. With respect to the chemical conditions, this finding was in accordance with the molar ratio rCaOx > 14 8 (Figure 9b). As already mentioned, cautiousness had to be used when reasoning with rCaOx. To further support Figures 10c-d To ease identification, some flatted bipyramid COD crystals are colored in red "false-color". Additionally, SEM images are taken at the same position in the channel (≈ 300 µm away from "Y-junction").

Table 4. Volume V and total amount of substance in reagents injected in the collecting duct-on-a-chip device as a function of the flow rate (1.00 and 0.10 µL.min -1 ) and its corresponding complete experiment duration (2 hours and 2.5 hours). Amount of substance values do not consider the happening of CaOx crystallization inside the micro-reactor.

QCa 2+ = QOx 2- V n(Ca 2+ ) n(Ox 2-)
1.00 µL.min -1 120 µL 1.44 µmol 0.048 µmol 0.10 µL.min -1 15 µL 0.18 µmol 0.0060 µmol from the mixing of ions and homogeneous nucleation. In the flow, and until they exit the channel, these nuclei can be transported by convection and grow into crystals (identified as COD crystals at all flow rates). At least, we could say that Pe (i.e. extent of mixing) did not interfere with the formation and growth of COD crystals in the continuous flow of reagents and their transport to the end of the microchannel. However, the lack of suitable characterization techniques enabling to experimentally explore the nanoscale prevented the previous reasoning to be more than a hypothesis.

CaOx crystallization behaves differently inside the microchannel, i.e. specifically onto its sealing glass coverslip. Within the collecting duct-on-a-chip device (Figure 11), CaOx crystals precipitated in a mixture of predominant COM and minority of COD particles at all flow rates.

Crystal habit examination showed that COM crystals exhibited twins, prismatic or sometimes "flower-like" shapes as in Figures 5a-c -c), the overall size of CaOx crystals decreased (see lCaOx in Table 3) and the Based on the literature, a discussion regarding the experimental results can be opened.

Although the following crystalline systems to be discussed are different from the CaOx system, the underlying chemical principles will give insights regarding the understanding of our system.

Kaplan and collaborators supported that the growth of a final crystalline microstructure was diffusion-controlled at the co-precipitation front in a microfluidic reactor 22 . To this end, they investigated the "three-steps" growth of carbonate-silica from CO2, BaCl2 and Na2SiO3. The final shape of carbonate-silica structures relied on the primary density in BaCO3 nuclei starting from CO2 and Ba 2+ (pH 12). Actually, batch syntheses showed that high densities in BaCO3 nuclei led to vase-like or petal-like carbonated-silica (Figures 12a-b). In contrary, low nucleation directed carbonated-silica growth to coral-like structures (Figure 12c). In the microreactor, the results enlightened a growth in coral-like microcrystals, in response to low nucleation in BaCO3 (Figure 12e). Kaplan When depicting CaOx crystallization, Figure 3f showed that the crystallization reaction occurred into a conical shape. Furthermore, the observations from the previous section strengthened this trend with respect to the studied flow rates (Figures 10a-b).

To support the experimental findings, numerical simulations of the transport phenomena occurring within the microchannel were run using COMSOL Multiphysics® software (version (Figures 13a-c) and Ox 2-(Figures 13d-f) species at 25°C in the channel was calculated in the convection and diffusion modes using the incompressible Navier-Stokes equation ( 2. 2 ) in steady-state mode.

The mass balance equation was implemented in the convection and diffusion application mode

∇ . ( -D i ∇c i ) = -u ⃗ ∇. c i ( 2. 7 )
with Di = the self-diffusion coefficient (m².s -1 ) of species i (calcium or oxalate ions) in water at 25°C in Table 1, ci = the concentration (mmol.L -1 ) of species i and u ⃗ = the fluid velocity vector (m.s -1 ). Finally, the supersaturation (SS) gradients were simulated at discrete locations in the microchannel (Figure 13g-i Prior comments, it is important to specify that the numerical results are obtained at infinite time and consequently, at equilibrium. Therefore, the simulations did not inform about the kinetics acting in the microchannel. At all flow rates, Ca 2+ ions (Ox 2-ions, respectively) could diffuse to the oxalate-rich side (calcium-rich side, respectively) as indicated by the color gradient from red to green to blue in Figures 13a-f (Figures 13g,13h & 13i, respectively). In the case of 1.00 µL.min -1 (Figure 13g), the different curves depicting the transversal SS profiles lost their symmetry as a function of the distance from the junction. This observation was expected regarding an initial higher concentration in Ca 2+ compared to Ox 2-ions. Furthermore, the slow evolution of the transversal SS zone indicated that SS was confined close to the liquid-liquid interface. Consequently, the complete molecular mixing was hardly reached even at 4000 µm from the junction. In contrary, the complete molecular mixing was achieved at shorter distance from the junction when decreasing the flow rate (Figures 13h &13i).

The conical shape of concentration gradients obtained by COMSOL simulations (Figures 13a-f) enlightened on the conical shape of CaOx crystallization (Figures 10a-c).

Since the mixing in Ca 2+ and Ox 2-ions occurred in the form of a cone, it was easy to understand that CaOx crystals would precipitate according to the shape of the mixing zone. The gradual decrease in the flow rate led to a widening of the CaOx precipitation cone as supported by α (Table 3). This parameter stood for an indirect evidence of the role of Pe on the mixing of Ca 2+ and Ox 2 . It induced an extended ion mixing zone in the width of the microchannel. Ultimately, it broadened the precipitation cone of CaOx crystals. Herein, mixing at the liquid-liquid interface was again diffusion-limited with respect to the flow rate.

The numerical simulations allowed predicting how CaOx crystallization would be affected by local hydrodynamics. The decrease in flow rate (and associated Pe) of chemical species resulted in "smooth" gradients facilitating Ca 2+ and Ox 2-molecular diffusion at the liquid-liquid interface and broadening the diffusion cone. Such mixing in Ca 2+ and Ox 2-species was fully achieved at a shorter distance from the microchannel junction. Accordingly, the supersaturation SS was attained across the entire channel. Although CaOx crystallization was likely to spread in the full width of the channel at slow flow rates, the reaction was expected to be delayed with respect to the flow conditions. In contrary, an increase in flow rate was expected to confine CaOx crystallization at the liquid-liquid interface. Consequently, CaOx crystallization was anticipated to occur faster in response to high SS in the thin fluid layers at the liquid-liquid interface. Noteworthy, the full mixing in Ca 2+ and Ox 

ii).

This technique aims at imitating CaOx stone growth in the renal calyx. One interesting system is the Flow Model of Crystallization in Gels (FMCG) crystallizer 15 (Figure 8d). This method investigates the growth of CaOx crystals in a gel state from a flow of SS artificial urine (with respect to the fixed-particle theory) 17,18,26 . One last noteworthy system is the isothermal growth cell from DeLong and Briedis 16 (Figure 8e). This continuous-flow system enables the direct visualization and measurement of CaOx crystal growth through a transparent window.

Interestingly, all crystallizers operate at comparable concentrations in Ca 2+ and Ox 2-ions to those of stone formers (≈ mmol.L -1 ). Furthermore, the MSMPR and FMCG crystallizers are continuous-flow techniques used to depict the growth mechanisms in urinary tracts. However, the FMCG flow rate (0.5 mL.min -1 , i.e. mean urinary flow of one kidney) is ≈ 50 × 10 3 times higher than of one collecting duct (10 nL.min -1 ). Similarly, the MSMPR flow rate is ≈ 40 × 10 5 times more important 14 . Besides, none of the in vitro crystallizers accounts for the micro-tubular confinement of the nephron. The isothermal growth cell developed by DeLong et al. consists of a circular chamber of 30 mm, yet it is 300 times larger than one single collecting duct (Ø = 100 µm) 16 . Last, growth rate measurements mainly relied on indirect measurements such as decrease in Ca 2+ ions concentration in the reaction medium (CCM), CaOx crystal size distributions (MSMPR) or light scattering (FMCG). The collecting duct-on-a-chip device overcomes all these limitations for the investigation of CaOx crystallization at physiopathological concentrations in Ca 2+ and Ox 2-ions, similar micro-confinement and flow-condition of a single collecting duct. Moreover, the device transparency permits direct visualization of CaOx crystal growth (alike the isothermal growth cell of DeLong and collaborators 16 ). Under appropriate configuration (Figure 14a), the in situ and in real time study of the growth of a single CaOx particle is reached (Figure 14b). For further specifications, see Appendix.

The growth kinetics of CaOx crystals was investigated according to the flow conditions (i.e.

1.00 and 0.10 µL.min -1 ). A parameter of interest is the macroscopic induction time of crystallization t0, defined as follows. Starting from the time the reactor is filled entirely with the reagents, t0 is the time required to observe the formation of the first CaOx micro-crystals (≈ 1.0 µm) in the microchannel. Consequently, events happening at the nanoscale (e.g. CaOx nucleation) are far below the spatial resolution limit. With respect to the flow condition, CaOx crystallization started at t0 = 1.0 ± 0.5 and 8.0 ± 0.5 min for 1.0 and 0.1 µL.min -1 , respectively.

The increase in t0, associated to the decrease in the flow rate, suggested a slow homogenization of concentration gradients in Ca 2+ and Ox 2-ions. As a reminder, such kinetics information was not accessible using COMSOL simulations since results were obtained at equilibrium. In consequence, the slow homogenization delayed the molecular mixing of reagents and subsequent CaOx crystallization in the microchannel. Thereby, the transversal diffusion in Ca 2+ and Ox 2-ions appeared to be a slow process, albeit favored compared to convection at low flow rate (i.e. low Pe).

The in situ visualization of CaOx crystallization provides with experimental evidence regarding the time needed to achieve molecular mixing along with the kinetics. Yet, the increase in induction time of crystallization t0 shows that mixing is a slow phenomenon. In turn, we expect that the slow mixing of Ca 2+ and Ox 2-ions will affect CaOx crystallization and ultimately the growth kinetics of CaOx crystals.

ii. Growth model: surface-or transport-limited kinetics?

From now on, it is important to notify that we will consider CaOx crystallization in terms of the crystal growth process only. We will not address or discuss phenomena related to CaOx nucleation process. As briefly mentioned before, the detection of crystallization events in the microchannel occurs at the microscale. In consequence, events happening to any nanoobjects are out of reach. In addition, we will only focus on the growth of isolated CaOx crystal and will not account for the growth of crystal induced by secondary nucleation (although suspected to exist).

Towards in-depth understanding of the coming experimental observations, noteworthy contributions from the literature have to be taken into consideration. Nowadays, the prevailing model relies on the surface-reaction kinetics 16,[29][30][31] . With respect to such model, the growth mechanism is governed by the saturation ratio Ca 2+ and Ox 2-ions at the surface of the growing crystal. For instance, Nancollas and Gardner monitored the growth rate of COM seed crystals in supersaturated solutions 30 . In a static thermostated reaction vessel, they measured the calcium conductivity as a function of time and modelled CaOx growth kinetics as follows

- d[Ca 2+ ] dt = k S ([Ca 2+ ] -[Ca 2+ ] 0 )² ( 2. 9 )
with [Ca 2+ ] = calcium concentration at time t, [Ca 2+ ]0 = solubility under the experimental conditions, S = surface area of added seed crystals and k = observed rate constant for crystal growth. Ions incorporation at the crystal surface plausibly occurs based on simultaneous dehydration of pairs of calcium and oxalate growth sites due to the ion concentrations in the reaction medium. Another hypothesis relies on ion adsorption on the crystal surface with partial or complete dehydration and subsequent surface diffusion to active growth sites. Using the isothermal growth cell (i.e. continuous flow system), DeLong and Briedis also supported that COM crystal growth at constant SS obeyed surface-reaction kinetics 16 . Ananth and collaborators made the same assertion after investigating the enlargement of CaOx stones in a MSMPR crystallizer 29 (Figure 15). Briefly, they retrieved CaOx fragments from patients (bottom in Figure 15a) and suspended them in a crystallizer. Afterwards, the CaOx fragments were supplied with Na2C2O4 (2.4 mmol.L -1 ) and CaCl2 (12 mmol.L -1 ) solutions at 0.32 mL.min -1 . For more than 12 weeks, the fragments were weighted until they reached 500 mg (upper part in Figure 15a) with the weight plotted against time t (Figure 15b). The authors processed the data according to three possible mechanisms depicting CaOx stone growth (Figure 15c). One possible mechanism is the linear increase in diameter (i.e. diameter d ∝ t, weight w ≅ d 3 ∝ t 3 ). Another one is the surface-reaction kinetics (i.e. surface-area a ≅ d² ∝ t, d ∝ t 1/2 , in fine, w ≅ d 3 ∝ t 3/2 ). Last is the transport-limited kinetics (i.e. d ∝ t 1/3 , w ≅ d 3 ∝ t). With respect to their experimental data, they concluded with the growth of the fragments being dependent on the surface-reaction kinetics.

Attention is drawn to the transport-limited process to enlarge CaOx stone. Such mechanism accentuates the importance of transport rate of electrolytes from the solutions to the emerging CaOx stone. Kassemi and collaborators suggested that this process could not be dissociated from the growth kinetics of CaOx stones 32 . To address the problematic, they developed an algorithm coupling the effects of transport-and surface-controlled kinetics. They used the Damkohler dimensionless number Da

D a = K v ′′ K m
( 2. 10 ) (with K v ′′ = volumetric growth rate constant (cm.s -1 ) and K m = convective mass transfer coefficient (cm.s -1 )) and the solution SS as criteria to describe the growth rate of CaOx crystal.

Briefly, Da characterizes the ratio between surface-reaction and transport rate of electrolytes. To study the growth kinetics of CaOx crystals, monoclinic prismatic COM crystals (Figure 5b in section 1.b.i) served as a model system due to its main occurrence. In particular, the growth of (100) crystallographic face was under scrutiny and referred as the axial growth hereafter.

At low

With respect to the flow condition, series of images such as in Figure 14b enabled to measure the axial growth of monoclinic prismatic COM crystal vs. time t' (blue markers in Figure 16).

We want to specify that t' stands for a translated time between the induction time t0 and the time t when the measurement is made. As the flow rate decreased, the axial growth decreased accordingly. For example, axial growth at t' = 20 min is ≈ 8.5 and 6.0 µm for 1.00 and 0.10 µL.min -1 , respectively and supported the overall decrease in CaOx size range lCaOx (Table 4). Furthermore, a slow COM crystal growth agreed with a slow molecular mixing of Ca 2+ and Ox 2-ions at low flow rate (section 2.b.i). An estimate of v 0 (Q), the nominal growth rate in the linear part of data points, strengthened the assumption: v 0 (1.00 µ𝐿. 𝑚𝑖𝑛 -1 ) = 1.79 ± 0.04 µm.min -1 and v 0 (0.10 µ𝐿. 𝑚𝑖𝑛 -1 ) = 0.41 ± 0.06 µm.min -1 .

At this point, further considerations have to be made regarding the collecting duct-on-a-chip device. The continuous-flow micro-reactor allows establishing concentration gradients in Ca 2+ and Ox 2-ions as numerically illustrated in Figures 13a-f (section 2.a.ii). In consequence, constant SS in electrolytes is ensured at discrete locations along the microchannel (Figures 13g-i). However, the state of constant SS depends on the continuous transport of Ca 2+ and Ox 2-ions making the system in constant non-equilibrium. Under these circumstances and based on the experimental data points (Figure 16), we suggest the following model regarding the growth behavior of COM crystal a t′ 1 2 ⁄ for axial growth < critical size for axial growth > critical size with a and b = growth constants in Table 5. Before going further, we want to remind that the power laws in equation ( 2. 11 ) apply to CaOx crystals with a spherical geometry leading to an isotropic growth. In the context of our study, the (100) crystallographic face of COM crystals grows in an anisotropic direction. As a first approach, we consider the monoclinic prismatic COM crystal written down in a circle whose diameter is roughly equal to the major axis of (100) crystallographic face.

Chapter 2 The equation ( 2. 11 ) shows a growth behavior following two distinct regimes. In the beginning, the axial growth ∝ t′ 1 2

2.b. The growth kinetics of calcium oxalate crystal

⁄ which stood for a surface-limited kinetics (solid line in Figure 16). The small yet emerging COM micro-crystal was affected solely by the state of SS in Ca 2+ and Ox 2- ion concentrations at its surface. Then, the crystal reached a critical size (≈ 4 µm) and a takeover occurred between the power laws. Then, the axial growth ∝ t′ 1 3

⁄ and stood for a transportlimited kinetics (dashed line in Figure 16). The transport rate of reagents into the COM lattice limited the crystal growth. Interestingly, the kinetics in two regimes was valid at all flow conditions. Therefore, we could hypothesize that a decrease in flow rate would just delay the growth of COM crystal without affecting the inner mechanisms of its kinetics. Another evidence of delayed growth of CaOx crystal was shown in In the collecting duct-on-a-chip platform, the state of constant SS rested on the continuous transport of Ca 2+ and Ox 2-ions. Henceforth, CaOx crystal growth could not depend solely on the prevailing surface-reaction kinetics 16,29,30 . Crystal growth had to account for transportlimited kinetics 32 . Herein, we proposed a growth model involving at least two regimes. At first, an isolated COM particle grew according to the state of SS in electrolytes at its surface (growth ∝ t' 1/2 ). Then, at a critical size the crystal growth relied on the transport-rate of precursors Chapter 2

2.c. Numerical approach of calcium oxalate crystallization in a micro-reactor 104 (growth ∝ t' 1/3 ). This model described the growth kinetics of COM crystal at all studied flow conditions. The take-over of the second growth regime was just being delayed as the flow rate decreased.

c. Numerical approach of calcium oxalate crystallization in a microreactor i. Methodology

So far, we assess CaOx crystallization in the collecting duct-on-a-chip device under various experimental conditions. Crystal characterization shows the formation of COM and COD crystals such as in real kidney stones. Additionally, direct measurements enable to describe the growth behavior of CaOx particles. However, the investigation of crystallization at its primary stage lacks and limits the comprehension of CaOx reactivity under confinement.

Numerical simulations from COMSOL Multiphysics® software demonstrate the establishment of concentration gradients in Ca 2+ and Ox 2-ions. These gradients are flow-dependent and become "smoother" as the flow rate decreases. Consequently, the state of complete mixing is achieved at a shorter distance within the microchannel and affects CaOx crystallization.

Nevertheless, the simulations are conducted at steady-state and the corresponding results are obtained at equilibrium. In turn, they do not account for the emergence of crystals in response with ρi = density of chemical species i (kg.m -3 ) and ci = concentration of species i (mmol.L -1 ). 15 ) and introduced the rate of reaction (r) for the species CaCl2, NaC2O4, colloidal CaOx and NaCl.

∂c i ∂t + u ⃗ • ∇c i = D i ∇ 2 c i + ν i r ( 2.
Herein, the rate of reaction accounted for both nucleation (rn) and growth (rg) acting simultaneously with respect to crystallization

r = r n + r g = (k n + k g ∑ d i 2 i )([CaCl 2 ][Na 2 C 2 O 4 ] -K sp(CaOx) ) ( 2. 16 )
where 𝑘n = rate coefficient for homogeneous nucleation, kg = rate coefficient for growth and di = diameter of particles present within a cell volume ∆V. Noticeable, the reaction in ( 2. 14 ) was considered to occur instantaneously during the time scale of the transport processes. In turn, no colloidal CaOx accumulated unless there was not enough amount for the formation of a new particle with d > 1 µm via homogeneous nucleation (see below).

The governing equations ( 2. 2 ) and ( 2. 15 ) were solved by a finite volume method using the Open-FOAM package 33 with the microfluidic channel being represented by a volume with length of 25 mm, a cross-section of 100 × 100 µm and a T-shaped head for the two inlets. The in-house code of our collaborators, based on the PIMPLE algorithm 34 , incorporated Lagrangian particle tracking for processing the formation of solid CaOx. At each iteration step, a particle with a diameter dp in the volume ∆V increased its mass according to 17 ) with Mr = molar mass of the crystalline CaOx. From the preceding equation, the size increase could be calculated as well. Additionally, homogeneous nucleation within the volume occurred Alike the results from COMSOL Multiphysics® software, it was possible to emulate the concentration distributions in chemical species from equation ( 2. 13 ) within the microchannel (Figure 18). While the fluid flow dominated along the channel (x -axis), diffusion remained the main mode of transport in the transversal direction (y -axis). However, the model developed by our collaborators accounted for the precipitation of CaOx particles upon contact of reagents.

∆m p = k g d p 2 k n + k g ∑ d i 2 i M r [CaC 2 O 4(aq) ]∆V ( 2.
∆m n = k n k n + k g ∑ d i 2 i M r [
Although CaCl2 (Figure 18a) and Na2C2O4 (Figure 18b) could diffuse within one another, CaCl2 diffused to occupy the initial oxalate-side due to a higher concentration. It was mainly underlined with the asymmetric depletion in oxalate concentration in Worth pointing out, the number of particle was more important at z = -50 µm at all time, though particles tended to accumulate more and more at z = -85 µm. This was simply due to the settlement of CaOx particles in response to an increase in mass density as depicted in equation ( 2. 17 ). Thus, the simulations supported the formation of CaOx particles in the flowdirection. They mainly remained in the flow while a certain amount settled with time at the bottom of the channel.

Further investigations were conducted on the two populations of CaOx particles (settled vs.

dragged by the flow) with a particular interest in their size distributions (Figure 20). With respect to the reaction model, it is interesting to note that again there were more CaOx particles emerging in the flow-direction (Ni ≈ 550 in Figure 20a) rather than at the bottom of the channel (Ni ≈ 100 in Figure 20b). Furthermore, CaOx particles that exited the micro-reactor exhibited a narrow size distribution (mean diameter around d = 2.0 µm). In contrary, settled CaOx particles showed a slightly more scattered size distribution starting from 2.0 µm. We want to insist on the notion of simulation time displayed in the figures. It is a different notion from all experiment times previously presented in this work. When working with a numerical model, On the other hand, the growth rate was significantly slower for crowded population of particles.

Hence, the growth of one particle was correlated to the growth of its respective neighbors.

At this point, it is important to analyze the results from the numerical model with respect to the experimental findings. Consequently, it seemed realistic to consider that CaOx crystal growth depended on the hydrodynamics with a focus on the transport rate in Ca 2+ and Ox 2-ions. In the case of a population of particles, the model study showed the slowing down of particle growth in plausible response to a competitive growth behavior. Such phenomenon was suspected to occur, though complicated to experimentally investigate due to a lack of spatial resolution.

Herein, the numerical model supported the experimental observations and was valuable towards in-depth understanding of the CaOx crystallization under confinement. In implementing the reaction of CaOx crystallization, the simulations enabled to investigate phenomena experimentally out of reach. Furthermore, they provided with information regarding the physics of CaOx particles in response to the hydrodynamics. The model had its advantages providing that the results were handled with care. Nonetheless, we wanted to recognize some limitations such as the notion of simulation time or the current inability to predict a favored CaOx crystalline phase.

Conclusion

In the present chapter, a continuous-flow microchannel was developed as proof-of-concept to simulate the confinement and fluid-flow of one collecting duct in the nephron. This collecting duct-on-a-chip device enabled to induce CaOx crystallization under the co-laminar mixing of Ca 2+ and Ox 2-ions at matching concentrations of patients undergoing kidney stone disease. In the case scenario of combined hypercalciuria and moderate hyperoxaluria condition (i.e.

[Ca 2+ ](aq) = 12.0 mmol.L -1 and [Ox 2-](aq) = 0.4 mmol.L -1 ), the crystal examination showed that precipitates result in COM and COD crystals such as reported by physicians. Interestingly, a noticeable difference could be made regarding the crystalline phase of the CaOx crystals collected at the channel exit (i.e. COD crystals) and those sticking at the channel bottom (i.e. mixture of COM and COD crystals). Noteworthy, the facile sealing/unsealing of our microreactor permitted to probe CaOx crystals in state thanks to various characterization techniques (e.g. SEM or Raman spectroscopy).

Compared to other in vitro crystallizers, the collecting duct-on-a-chip enabled to study CaOx crystallization with respect to the flow-conditions. A particular focus was made on the role of the concentration gradients in Ca 2+ and Ox 2-ions in the micro-reactor and how these gradients (proportional to the solution supersaturation) seemed to direct the favored emergence of one crystalline phase or the other one. Considering our initial condition of large excess of Ca 2+ ion compared to Ox 2-ions, it was expected to favor COD crystals at the expense of COM crystals.

In the continuous-flow micro-reactor, the experimental observations showed that a high flow rate directed the formation of predominant COM crystals with rare COD crystals. Accordingly, a high flow rate corresponded to a limited inter-diffusion of Ca 2+ and Ox 2-ions upon contact compared to the rapid transport along the channel through convection. It limited the mixing and induced high level of solution supersaturation. In contrary, the decrease in flow rate enhanced the emergence of COD crystals albeit COM ones remained dominant. In turn, the inter-diffusion was favored with respect to transport through convection. Albeit it was a slow process, the complete mixing occurred at a shorter distance in the micro-reactor and "smoothed" the solution supersaturation.

The collecting duct-on-a-chip device allowed the direct visualization and measurement of CaOx crystal growth against time. Being able to access these information provided with evidences regarding the mechanisms at stake regarding the stone enlargement. Nowadays, growth models for CaOx crystal are based on a surface-reaction kinetics, i.e. the bulk concentrations in Ca 2+ and Ox 2-ions (i.e. the supersaturation) have a direct influence on the growth of the emerging CaOx particle. Nevertheless, most studies were carried out without studying the influence of ion transport in confined structures such as encountered in the nephron. The utilization of our micro-reactor enabled to address the question. Our experimental findings supported the growth of CaOx crystal following two distinct kinetic regimes. At first, the emerging particle grew against time in response to a surface-reaction kinetics (i.e. growth ∝ t 1/2 ). Thereafter, a take-over occurred when the particle reached a critical size. From that moment, the transport rate of ions into the CaOx matrix influenced the particle growth (i.e. growth ∝ t 1/3 ).

Towards further understanding of our experimental observations, we have carried out the numerical modeling of CaOx crystallization in a microchannel in partnership with Pr. Ágota Tόth and Pr. Dezső Horváth from the University of Szeged in Hungary. The implementation of CaOx reactivity in their in-house code permitted to understand the physics of CaOx crystallization under confinement and to confirm our findings regarding the growth kinetics of CaOx crystals. Alike all numerical models, the results had to be carefully interpreted.

Nonetheless, the use of such powerful tool in parallel to experimental work allowed in-depth investigation regarding CaOx crystallization. CaOx particles propagated and accumulated along the flow-direction. Among these CaOx particles, some settled down due to gravity while the others were dragged out the micro-reactor by the flow. With respect to the settled particles, it was possible to monitor vs. time their growth with the corresponding growth rate scaling d ∝ t 1/3 . This late result supported the growth model of CaOx crystal proposed based on the experimental data.

The collecting duct-on-a-chip device was a robust platform to investigate CaOx crystallization under continuous-flow conditions and at concentrations in Ca 2+ and Ox attached COM crystals 5 standing as the first layers surrounding RP 6 . Later contributions have associated the occurrence of COM crystalline phase on RP with hyperoxaluria while COD crystals have been correlated to hypercalciuria (i.e. excess of oxalate or calcium in urine, respectively) 10 .

To understand the role of RP regarding CaOx stone formation, it is important to depict first this specific CaP mineral. The RP is a deposit that can be located either at the basement membranes of the thin loop of Henle as scattered apatite 11 or in the ducts of Bellini as tubular plugs 12 . Studies have tried to describe the cascade of events leading to the formation of both forms of RP [12][13][14] . At the loop of Henle, a low excretion of urine volume, an important calcium concentration and a decreased pH act as driving forces for CaP crystallization in contact to the altered epithelial surface 13 . In the ducts of Bellini, i.e. the most distal segment of the collecting duct, CaP particles appear to agglomerate and get trapped in the narrow opening 7,12,14 (Figure 2a). Extensive chemical analyses show that RP is made of (carbonated) hydroxyapatite 11 mainly, although its composition accounts for many other species 12 (Table 1).

Furthermore, RP is known to be in strong association with components from the extra-cellular matrix such as collagen fibers 15 or glycosamynoglycans 16 . As previously introduced in Chapter 1 section 3.b.i, the morphological characterization of RP enables to describe an organization in spherulites of 1.0 to 5.0 µm in diameter 15 (Figure 2b). The Randall's plaque plays an important role regarding kidney stone formation. Its chemical characterization shows that it is mainly constituted of carbonated HAp, poorly crystalline 11,12 , organized in spherulites 15 and in close relationship with proteins from the extra-cellular matrix 15,16 . Although highly valuable, most studies accounting for its role regarding CaOx crystallization are based on indirect evidences. Therefore, an in vitro model system would be interesting to support in vivo observations. As the main inorganic mineral in RP, HAp is used as the model candidate to simulate CaOx crystallization on a RP-like system. ii. The in vitro approaches The hydroxyapatite (Ca10(PO4)6(OH)2, HAp) is a CaP mineral of great interest in the field of biomineralization. Stoichiometric HAp (i.e. ratio Ca/P = 1.67) is a crystalline structure often exhibiting a hexagonal symmetry (Figure 3). Standing for the main constituent in body parts such as bones and teeth, investigations have been carried out for tissue engineering 18 or dentistry 19 . However, HAp in human body is Ca deficient and therefore non-stoichiometric (i.e.

X-ray diffraction (XRD) analysis has been conducted on human RP samples 17 as shown in

Ca/P < 1.67) due to anionic and cationic substitutions 20 . As introduced in the previous section, RP is composed of carbonated HAp. An in vitro model system with similar morphological and chemical features would enable to understand the mechanisms of CaOx stone crystallization.

Hereafter, we will present three different approaches (one from the literature and two from our research group) in an attempt to address the question. We will discuss the methodology, advantages and limitations of each strategy.

To investigate the formation of urinary stones in vitro, Achilles and collaborators used a FMCG crystallizer 21,22 (Figure 4a described in Chapter 1 section 2.c.ii). First, CaP spherulites were generated in an agar-agar gel matrix using NaCl (200 mmol.L -1 ), Na2HPO4 (10 mmol.L -1 ), NaH2PO4 (10 mmol.L -1 ) and CaCl2 (1.7 mmol.L -1 ) at pH 6.8 -6.9. As depicted in Figure 4b, Additionally, these COM crystals exhibited a single morphology, the monoclinic prismatic one. Some aspects are noticeable regarding this first in vitro approach. On one hand, a FMCG crystallizer is a continuous-flow method that accounts for the presence of an organic matrix (herein, agar-agar). The CaP particles are organized in spherulites and permit CaOx crystallization after the passage of supersaturated solutions in calcium and oxalate. On the other hand, the in vitro crystallizer does not recreate the dimensions of the nephron. Moreover, the spherulites show a complex structure with two distinct crystalline phases (HAp and OCP)

CaP
and are up to ≈ 40 times bigger than encountered in in vivo RP. We suspect that the agar-agar gel matrix is not inert with respect to CaP crystallization. Studies support that gel matrices control the nucleation, growth and orientation of crystal systems 23 and induce microporosity during insertion into the crystal lattice 24,25 . Nevertheless, the FMCG crystallizer emphasized on the reactive role of CaP spherulites in the genesis of CaOx formation.

As a second approach, we introduce a former study from our research group 26 . For simplicity, non-substituted HAp served as a model system to mimic RP. Worth pointing out, slight carbonate substitution could occur in HAp since water was not decarbonated prior to all syntheses (≈ 1% wt in CO3 2-). Based on the work of Takemoto and collaborators 27 , Ca(NO3)2•4H2O (5.0 mmol.L -1 ) and (NH4)2HPO4 (3.0 mmol.L -1 , pH 10) were used to synthetize nanoparticles of HAp by a wet-chemical method. The phosphate solution was added under vigorous stirring to the calcium solution. After 24 hours aging, the precipitates were filtered, washed and dried at 100°C overnight. The powders were grinded and calcined at 450 -550°C.

Last, the samples were pelletized and annealed at 1100°C. XRD analysis vs. temperature ensured the efficiency of the heat treatment to obtain ≈ stoichiometric HAp (Figure 5a). SEM images enabled to estimate an average size of ≈ 300 nm of HAp particles (Figure 5b).

Thereafter, HAp was soaked in a sodium oxalate acidic solution (10 mmol.L -1 , pH 3.7) in total absence of additional source of calcium. The approach was inspired from the work of Sethmann and collaborators who exposed HAp to oxalate solutions at various concentrations and pH 28 . After 24 hours of soaking (Figure 5c), the surface of HAp showed the presence of COM crystals spotted under twins habit (right picture). Thereby, the partial dissolution of HAp in solution released Ca 2+ ions for the heterogeneous CaOx crystallization at the RP model's surface. Regarding this strategy, the wet-chemical method combined with a heat treatment enabled to obtain a well-organized HAp. Moreover, the model system supported the reactive role of HAp with respect to the overgrowth of CaOx crystals. However, we want to point out that HAp from this study is a non-biomimetic apatite. Additionally, the twins morphology of COM crystals onto the RP model cannot be compared to in vivo observations. Albeit usually observed after in vitro synthesis in batch, these COM crystals have never been observed in "real life" kidney stones (refer to Figure 1b). Finally and most importantly, the batch crystallization does not account for the confined environment of the nephron.

The third and last strategy was investigated in the context of the present work. Aqueous solutions of Ca(NO3)2•4H2O (5.0 mmol.L -1 , 1.0 µL.min -1 ) and (NH4)2HPO4 (3.0 mmol.L -1 , 1.0 µL.min -1 ) were perfused in the collecting duct-on-a-chip device to induce the expected crystallization of HAp (Figure 6a). Similarly to CaOx crystallization in the continuous-flow micro-reactor, the co-laminar mixing of Ca 2+ and HPO4 2-ions led to the formation of a layer of precipitates onto the sealing glass coverslip (Figure 6b). Further examination showed that the layer's organization corresponded to spherulites (Figure 6c) while Energy-dispersive X-ray (EDS) analyses supported the formation of a CaP mineral (Figure 6d) with a ratio of Ca/P = 1.29 ± 0.03. The small amount of CaP crystals did not allow XRD analysis, therefore

Raman spectroscopy was carried out to characterize the crystalline phase (Figure 6e). The Raman spectrum exhibited peaks at 447 (ν2(PO4)), 600 (ν4(PO4)), 961 (ν1(PO4)) and 1050 (ν3(PO4)) cm -1 assigned to HAp 29 . However, some peaks remained unassigned at ≈ 500, 700 and 800 cm -1 (blue arrows in Figure 6e). The first two unassigned peaks seemed to match the ν4(HPO4) bending mode of OCP 30 and the ν3(NO3) stretching mode of Ca(NO3)2 31 , respectively.

The crystallization of a CaP mineral could be conducted in the collecting duct-on-a-chip device.

Yet, it did not lead to the expected formation of pure HAp. Indeed, the detection of a Ca(NO3)2 peak (i.e. initial precursor) using Raman spectroscopy showed the insufficient effectiveness of the co-laminar mixing of Ca(NO3)2•4H2O and (NH4)2HPO4 to induce complete HAp crystallization. The subsequent CaOx crystallization was attempted by injecting Ox 2-solution in the CaP-modified micro-reactor but was unsuccessful. The CaP layer was brittle and fragile and was "washed" away with the continuous flow of Ox 2-solution. Nonetheless, it seems possible to modify the glass surface with a CaP mineral and implement it into the micro-reactor.

Previous contributions have demonstrated that HAp is indeed a relevant candidate regarding CaOx-based stones crystallization. It is possible to investigate its reactive role in a batch crystallizer or a continuous flow crystallizer (e.g. FMCG). However, these RP-like models do not account for the proper features of "real life" RP, such as crystalline organization, chemical composition and most importantly, growth of CaOx-based kidney stones in a confined environment. Implementing the collecting duct-on-a-chip device with a mineral acting as a RPlike model system appears as a promising possibility. However, it requires the in vitro synthesis of a HAp mimicking a biological apatite and suitable for consecutive microfluidic investigations. to those of the human blood plasma enabled to form a CaP rich layer on the surface of bioactive materials as proposed by Kokubo and collaborators 32 (Figure 7). On an apatite-wollastonite glass-ceramic, the authors demonstrated the in vitro formation of a carbonate-containing HAp layer (Figure 7a) organized in small crystallites (Figure 7b). In a later contribution, the same research group showed that the synthesis protocol could be extended to various types of substrates 33 . For this to happen, an organic substrate (e.g. poly-ether sulfone) was set in contact with particles of CaO-SiO2-based glass soaked in SBF solution to form apatite nuclei.

Then, the substrate was soaked in a 1.5 SBF solution, i.e. a solution highly supersaturated with respect to apatite, to induce the in situ and fast growth of the HAp nuclei on the substrate (Figure 7c). Ion concentrations of blood plasma, SBF and 1.5 SBF solutions are given in Table 2, respectively. Furthermore, SBF and 1.5 SBF solutions are prepared from the successive dissolution of NaCl, NaHCO3, KCl, K2HPO4, MgCl2•6H2O, CaCl2 and Na2SO4 salts in Tris-HCl buffer solution.

Nowadays, the surface functionalization with HAp mimicking a biological apatite is broadly conducted using the SBF strategy. In the context of our study, we adapted the synthesis protocol from Liu and collaborators 34 . We modified a glass coverslip according to the protocol presented in Figure 8. First, the glass substrate was immersed in a mixture solution of H2SO4:H2O2 (piranha solution) for one hour (Figure 8a), then rinsed once in distilled water and twice in acetone. The nucleation of CaP particles was carried out following a three-step procedure (Figure 8b). After oxidation, the glass coverslip was soaked in a CaCl2 solution buffered at pH 7.4 with Tris-HCl buffer at room temperature. Then, an equal volume of K2HPO4 solution was slowly added dropwise and under stirring. Worth mentioning, calcium and phosphate containing solutions were prepared to respect the stoichiometric Ca/P = 1.67 for HAp. Finally, the reaction medium was stirred for 30 minutes vigorously. The procedure was repeated two more times before soaking the pre-deposited substrate in a 1.5 SBF solution buffered at pH 7.4 with Tris-HCl buffer at 37°C (Figure 8c). The image in Figure 8d illustrates how the coating in 1.5 SBF solution evolved at two distinct soaking times. Further characterizations have to be carried out to validate the deposit as a HAp layer exhibiting similar morphology and composition to biological apatite. ii. A non-stoichiometric hydroxyapatite to mimic the Randall's plaque

The morphological organization and chemical composition of the deposited layer on the glass substrate was investigated throughout the synthesis protocol. Images in Figure 9 underline a noticeable evolution regarding the morphological organization. After oxidation of the bare glass coverslip (Figure 9a) and nucleation of CaP particles (Figure 9b), the substrate was soaked in 1.5 SBF solution for 5, 10, 18 hours and 5 days, respectively. As depicted in Figures 9c-f, a layer emerged to coat progressively the glass substrate in a multi-layered arrangement.

Attention is drawn to Figure 9e and Figure 9f with a focus on the progressive growth of "cauliflower"-like structures. Complementary EDS analyses confirmed the formation of a CaP layer using the SBF strategy and quantified the evolution of the Ca/P ratio vs. time (Table 3). Noteworthy, CaP particles obtained from the mixing of CaCl2 and K2HPO4 at molar ratio of Ca/P = 1.67 (i.e. Figure 8b) did not match the stoichiometric HAp ratio (Ca/P = 1.33 ± 0.03). When immersed in 1.5 SBF solution, the ratio slowly increased vs. time although it never reached Ca/P = 1.67. However, such low Ca/P ratio is usually reported in the literature with respect to the SBF strategy. When HAp grows from this complex ion solution, substitutions can occur as previously mentioned. Therefore, a non-stoichiometric, calcium deficient and substituted HAp can be obtained.

Magnified SEM images in Figure 10 gave further insights with respect to the structural organization of the layer. After CaP nucleation, rather isolated particles were observed on the surface of the glass coverslip (Figure 10a). These particles exhibited a vague spherical geometry organized in aggregates of ≈ 1.0 µm. After immersion in 1.5 SBF solution for 5 hours, the individual particles grew and connected to cover the surface (Figure 10b). Further examination of Figure 10b depicted a dual morphology with a dominant needle-like organization gradually overtaking a smooth looking structure. After 10 hours of immersion (Figure 10c), the substrate was evenly coated with the development of well-defined micrometric spherulites. This trend was consolidated after 18 hours of immersion with the coating organized in "pincushion"-like spherulites of diameter d ≈ 1.0 µm (Figure 10d).

XRD analysis of the modified glass substrate after immersion in 1.5 SBF solutions was conducted (Figure 11a). As the immersion time in 1.5 SBF solution increased, the CaP layer matched the pattern for poorly crystalline HAp. From 5 to 18 hours soaking, the diffraction patterns became similar to RP as illustrated in Figure 2b. However, 5 days in 1.5 SBF solution led to a different pattern. Two fine peaks at 2θ = 32° and 2θ = 45° were observed and likely corresponded to the (200) and (220) peaks of NaCl. Considering that sodium chloride is in greater amount compared to the other reagents in the acellular solution (Table 2), it is plausible that after drying it crystallizes partially on the surface of the CaP layer. Yet, a noticeable shoulder was observed from 32 < 2θ < 35° and could be assigned with the overlap of HAp.

Furthermore, the presence of a peak at 2θ = 26°, which stood for the (002) peak of HAp, strengthened the formation of HAp. One can wonder why NaCl is not visible on the series of SEM images in Figure 9 and Figure 10. We could think that NaCl crystals did not precipitate under the well-described cubic morphology but maybe under smaller structures in close relationship with the spherulites. To support XRD analysis, Raman spectroscopy was carried out to confirm the formation of HAp (Figure 11b). After 18 hours and 5 days in 1.5 SBF solution, spectra demonstrated peaks at 447, 594 and 961 cm -1 assigned to HAp 29 with relatively broad peak between 1073 and 1100 cm -1 . According to Awonusi and collaborators, a peak around 1071 cm -1 can be assigned to a combination of ν1(CO3) vibrational mode with ν3(PO4) vibrational mode 35 . Prior to its use, no SBF solution degassing was done. Consequently, we demonstrated that the SBF strategy enabled the formation of a non-stoichiometric HAp, likely substituted with carbonate groups and referred to (hereafter) as the apatitic layer. Moreover, we point out the absence of "unassigned" peaks such as in Figure 6e. Therefore, we believe that the modified glass coverslip can serve as a suitable RP-like model system with respect to CaOx crystallization. Furthermore, the apatitic layer can be implemented in the microfluidic device to account for a confinement encountered in the nephron. The Randall's plaque is a CaP deposit supposedly acting as a nidus for CaOx stone crystallization in the kidney. Chemical and morphological characterization support that the deposit consists of carbonated HAp 12 organized in spherulites of 1.0 to 5.0 µm in diameter 15 and of poor crystallinity 17 . Noteworthy, some contributions tried to build up a RP-like model system to investigate its reactive role regarding CaOx stone crystallization 21,22,26 . However, the different models did not exhibit the proper features of the Randall's plaque (i.e. chemical composition and morphological organization). Moreover, the proposed approaches lacked accounting for the confinement and associated fluid-flow in the nephron. In a first attempt to address these issues, we tried to induce HAp crystallization directly in our collecting duct-ona-chip device based on a former study in our research group 26 . On the sealing glass coverslip, the co-laminar mixing of Ca(NO3)2•4H2O and (NH4)2HPO4 resulted in a fragile CaP deposit, organized in spherulites and with a low ratio Ca/P = 1.29 ± 0.03. Moreover, Raman spectroscopy showed unassigned peaks in addition to those of HAp. In a second approach, we modified the glass coverslip with an apatitic layer prior to implementation in the collecting duct-on-a-chip device. To this end, we have utilized the nowadays broadly established SBF strategy 32,33 to synthesize biological-like apatites 34 . On a bare glass coverslip, we induced the pre-deposition of CaP nuclei from a mixture solution of CaCl2 and K2HPO4 at a molar ratio Ca/P = 1.67. Afterwards, we induced the formation of an apatitic layer through immersion in a 1.5 SBF solution for several hours. After 18 hours, the deposit was organized in spherulites of d ≈ 1.0 µm in diameter with Ca/P = 1.40 ± 0.03 and showed evidence of substitutions and calcium deficiency. In consequence, we believe that the modified glass substrate can act as a suitable Randall's plaque model system. Once implemented in the microfluidic platform, it will enable to investigate the reactive role of such deposit with respect to heterogeneous crystallization of CaOx in the sole presence of oxalate ions.

The heterogeneous growth of calcium oxalate crystals

Using the SBF strategy enables to build up an in vitro Randall's plaque-like model exhibiting comparable chemical properties and morphological organization of the "real life" Randall's plaque (RP). If suitable to microfluidic implementation, such in vitro model system will inform on the reactive role of this CaP mineral regarding CaOx stones growth in the nephron. In fine, the RP-modified collecting duct-on-a-chip device will represent a step forward towards a biomimetic platform with respect to kidney stone disease. First, evidences have to be presented regarding the role of the RP-like model made of calcium deficient HAp in directing CaOx crystallization. Once confirmed, we will discuss the relevancy of inducing CaOx crystallization under microfluidic confinement compared to standard batch crystallization. Last, we will consider the influence of the dissolution rate of HAp layer with respect to heterogeneous CaOx crystallization by pH variation.

a.

Calcium oxalate crystallization under micro-confinement i. The Randall's plaque-like model: a growth support for calcium oxalate crystals An in vitro CaP crystalline system can support subsequent CaOx crystallization as demonstrated by Achilles and collaborators 21 (Figure 4c) or our research group 26 (Figure 5c).

In Achilles' contribution, the CaP spherulites were put in contact with a supersaturated solution both in Ca 2+ and Ox 2-ions. Therefore, no clear evidence regarding the reactive role of the spherulites could be provided. Indeed, RP is suspected to trigger CaOx crystallization through the release of Ca 2+ ions after partial dissolution of its apatitic structure. Prior investigations in our research group tended to support this mechanism 26 . However, CaOx crystal habit examination (e.g. twins shape as illustrated by left image in Figure 5c) did not match the pathological morphologies encountered in vivo preventing from considering the chemical system as biomimetic.

Using the SBF approach, we succeeded in modifying the surface state of a bare glass coverslip with an apatitic layer organized in spherulites. Acting as the RP-like model, we arbitrary decided to choose the apatitic layer that underwent immersion in 1.5 SBF solution for 12d-f).

The first concentration in Ox 2-ions is equivalent to the urinary concentration of a patient diagnosed with moderate hyperoxaluria 36 . On the other hand, [Ox 2-](aq) = 100 mmol.L -1 is in no way physiological (but stands for the initial batch solution used for dilution). Herein, our aim is to assess that the apatitic layer serves as a calcium donor for the heterogeneous growth of CaOx crystals.

After one week of immersion in oxalate solutions, we observed the appearance of new crystals different from the HAp spherulites either at [Ox 2-](aq) = 0.40 mmol.L -1 (Figures 12a-c) or at [Ox 2-](aq) = 100 mmol.L -1 (Figures 12d-f). At condition akin to moderate hyperoxaluria, we observed the growth of well-defined crystals ranging up to 50 µm based on SEM examination (Figure 12a). Magnified images enabled to identify these crystals as COM crystals as shown in Figure 12b under twins morphology alike in section 1.a.ii. Although not presented herein, Raman spectroscopy confirmed this assignment. Further examination showed spherulites embedded within the COM crystals (Figure 12c). This observation strongly suggested the progressive growth of COM crystals from the HAp spherulites through dissolutionrecrystallization mechanisms. In an oxalate solution at [Ox 2-](aq) = 100 mmol.L -1 , we observed the complete absence of the HAp spherulites at the expense of platelet-like crystals (Figure 12d). In-depth observation enlightened highly intertwined crystals of various sizes (Figure 12e) corresponding to monoclinic prismatic COM crystals (Figure 12f). The second concentration of interest in Ox 2-ions led to the total consumption of the in vitro RP-like substrate: it reinforced the spherulites' role to serve as a reactive material for CaOx crystallization. In absence of external Ca 2+ ions source, the partial dissolution of the apatitic layer in oxalate solution permitted the release of Ca 2+ (RP) ions from the spherulites. At all concentrations in Ox 2-ions, the growth of CaOx crystals indicates that

[Ca 2+ ](RP) × [Ox 2-](aq) ≥ Ksp(CaOx).
Consequently, batch crystallization supports the reactive role of the RP-like model for heterogeneous CaOx crystallization.

Nevertheless, two limitations regarding this approach are worth pointing out. First is the induction time for CaOx crystal growth with respect to the concentration in Ox 2-ions. Although underscoring dissolution-recrystallization mechanisms of the apatitic layer for COM crystal growth, batch crystallization is not appropriate for investigations vs. time. On one hand, one week (at least) is required to notice significant changes at [Ox 2-](aq) = 0.40 mmol.L -1 . In contrary, [Ox 2-](aq) = 100 mmol.L -1 is associated to the total consumption of the apatitic layer after one week in solution. These experimental observations illustrate the lack of control over the diffusion of Ca 2+ (RP) ions at the apatitic surface to attain sufficient [Ca 2+ ](RP) × [Ox 2-](aq) and to induce CaOx crystallization. Second and last issue is the morphology of CaOx crystals derived from the apatitic substrate. The growth of COM crystals in response to a large excess of Ox 2- ions is in accordance with hyperoxaluria conditions as observed by physicians 10 . Nonetheless, COM crystal twins morphology as depicted in Figure 12b (i.e. for [Ox 2-](aq) = 0.40 mmol.L -1 ) does not match pathological COM stones regarding neither the morphology nor the size range (Figure 1b). Monoclinic prismatic COM crystals as shown in Figure 12f are more similar in shape, although the crystals are too large and [Ox 2-](aq) = 100 mmol.L -1 is clearly unrealistic from the physio-pathologically point of view.

Herein, the apatitic substrate was introduced as a supportive matrix for CaOx crystallization.

Batch crystallization showed that HAp spherulites served as a calcium donor when dissolving in oxalate solution. The released Ca 2+ (RP) ions interacted with the Ox 2-ions in the solution to cause the growth of CaOx crystals from the apatitic layer. The resulting COM crystalline phase was in accordance with the excess of Ox 2-ions (hyperoxaluria). However, the observed crystal morphologies could not validate batch crystallization as a biomimetic approach to investigate heterogeneous growth of CaOx kidney stones as encountered in the nephron. To address the issue, we propose to adapt the microfluidic strategy described in Chapter 2. The corresponding results are subject to a publication and are presented in the coming part.

ii. Studying calcium oxalate growth from the Randall's plaque model under microfluidic considerations The following work is aimed to be published as a scientific communication in ChemComm, journal of the Royal Society of Chemistry (RSC).

The growth of kidney stones from carbonated hydroxyapatite nuclei called Randall's plaques remains poorly understood. The complexity is of both chemical and hydrodynamical nature. We tackle this fundamental question by synthesizing a dynamical interface involving an apatitic layer and growing calcium oxalate crystals under tuned microfluidic conditions (laminar flow, concentrations).

The global increase in kidney stone (KS) formers among the industrialized populations (1) has raised the urgent importance of understanding the idiopathic biomineralization of KS. Although known for being of strongly heterogeneous chemical composition, (2) a majority of KS are formed of calcium oxalate (CaOx) and non-negligible calcium phosphate (CaP) crystals. Further chemical characterization shows that CaOx stones can be found under two crystalline phases, the (stable) monohydrated whewellite (CaC2O4.H2O, COM) and the (metastable) dihydrated weddellite (CaC2O4.2H2O, COD). It is commonly assumed that CaOx stones can form by growing on CaP precipitate attached/associated with the renal papilla, a hypothesis first supported by Randall who correlated the presence of KS with the deposition of a CaP plaque (nowadays known as the Randall's plaque, RP). (3) A second assumption postulates that CaOx stones can originate from CaP tubular plugs in renal ducts of Bellini. (4) As potential mechanism for KS formation from RP, Xie et al. (5) proposed a phase transformation from amorphous CaOx clusters on RP (known to be a potential intermediate in biomineralization (6) ) to crystalline CaOx stones. Moreover, studies regarding the micro-interface between CaOx stones and RP have given structural indications and have brought further support for the role of RP as a nucleus for stone crystallization. (7)(8)(9) Scanning electron microscopy (SEM) detailed the organization of RP in microspherules with attached COM crystals. (7) (8) In addition, chemical characterization has shown that RP presents various crystalline phases with a dominant (ill crystalline) carbonated hydroxyapatite (HAp) occurrence. (10,11) Hypotheses have been formulated to explain CaOx stones formation from RP as final response to: (i) high urine calcium concentration, (ii) reduced urine volume and, (iii) pH decrease leading to the loss of papillary epithelial integrity. (12,13) Recently, a study based on micro X-ray computed tomography has proposed that RP form due to dense aggregation of calcified nanoparticles of CaP at the tip of the papilla. (14) To support ex vivo observations, a biomimetic model adapted to the CaOx crystal growth from RP would be of paramount importance. A few models in bulk have been reported in the literature. The mineralization of CaP microspherules has been demonstrated in an agar-agar matrix (15) and RP has been biomimicked using a Polymer-Induced Liquid-Precursor (PILP) process to later simulate stone formation. (16) Yet, both model systems lacked usually to account for: (i) the µm size and characteristic morphology of CaOx crystals observed in medical context, and (ii) the tubular confinement of the kidney and the associated specific hydrodynamics, i.e. the urinary laminar flow. Microfluidics, the technology of manipulating flows in channels with micrometric dimensions, has been established as a relevant method to biomimic living systems by recreating organs-on-chip including the microenvironment of nephrons. (17,18) We provided a contribution to the field, by microengineering a 100 x 100 µm 2 "Y-shaped" microchannel and referred to it as a "collecting duct-on-a-chip" to recreate the conditions for crystallization of CaOx (19) and to study their associated growth kinetics. Albeit CaOx crystalline phases (COM, COD) matched medical observations, COM crystals usually precipitated under twin-shaped form (Fig. 2 in (19) ) which has been never reported in pathological KS. In the present work, we used a bottom-up microfluidic approach in an attempt to study the implication of RP regarding CaOx stones formation. The main goal is to obtain a synthetic "HAp/CaOx" interface comparable to RP/KS in terms of chemical phase, size and morphology. Moreover, fast CaOx growth has to be achieved as in situ characterizations Please do not adjust margins Please do not adjust margins (X-ray diffraction, Raman) will be performed. We authorize the starting ionic concentrations to be non-physiological to decipher the involved physico-chemical processes. Therefore, we introduced an organic-free apatitic coating in the microfluidic platform to investigate its reactive role on the nucleation and growth of CaOx crystals. In fine, we hope that this novel model system will be considered as an in vitro "collecting duct-on-a-chip" platform for a broader understanding of the idiopathic stone formation and will provide a physico-chemical model capable of trustworthy diagnosis. The formation of the apatitic layer was carried out onto a glass substrate following a modified protocol from Liu et al. (20) As summarized in Fig. 1, after the glass substrate was treated in piranha solution (Fig. 1a), CaP nucleation was from a mixture of Ca 2+ and HPO4 2-aqueous solutions with a ratio Ca/P= 1.67 corresponding to the stoichiometry of HAp (Fig. 1b). As shown in Fig. 1c, the growth of the HAp coating was thereafter conducted by soaking the substrate into a solution matching in ion concentrations the so-called "1.5 Simulated Body Fluid (SBF)" solution (21) (composition given in Table S1). Then, the magnetic and reversible (22) microfluidic platform (19) was assembled and the channel inlets were connected to syringes filled with oxalate (C2O4 2-, Ox 2-) aqueous solution ([Ox 2-](aq) = 0.1 mol.L -1 , pH 7.36 from Na2C2O4(s)). Finally, Ox 2-(aq) solution was perfused at a continuous and total flow rate of 2.0 µL.min -1 for 15 min to trigger CaOx crystallization (Fig. 1d).

SEM observations combined with Energy Dispersive X-rays (EDS) analyses characterized the growth of the CaP layer onto the substrate vs. time (Fig. S1, Table S2). After 18 h, the CaP layer was organized in aggregates of rather spherical particles (spherulites) with an average diameter ~ 1.0 2.0 µm (Fig. 2b). The organization and size of these spherulites are consistent with reported observations on RP (7,(23)(24) (Fig. 2a). X-ray diffraction analysis of the deposited layer (Fig. 2c) matched the pattern (JCPDS 00-009-0432) for poorly crystalline HAp (in contrast to reported HAp as synthetic biomedical composites (25) ) with broader peaks often observed in the case of biological substituted hydroxyapatites, including RP. (11) Fig. 2 Characterization of HAp coating: SEM images of (a) an interface between RP and COM kidney stone (reproduced from Bazin et al. (7) with permission of ACS); (b) spherulite organization of the apatitic layer after step (c) of the experimental protocol presented in Fig. 1; (c) XRD pattern of the apatitic layer (signal from glass substrate has been removed). Reference pattern of hydroxyapatite JCPDS 00-009-0432; (d) Raman spectrum with characteristic peaks of the apatitic structure (baseline corrected).

The poor crystallinity is due to the small size of the core crystallites and to non-stoichiometry, in agreement with the Ca/P ratio, 1.40 ± 0.03. Raman spectroscopy (Fig. 2d) supported the formation of HAp with peaks at 447, 594 and 961 cm -1 assigned to ν2(PO4), ν4(PO4) and ν1(PO4) phosphate vibrations, respectively. (26) Additionally, carbonate substitution was suggested with the presence of a broad peak around 1110 cm -1 that could combine ν1(CO3) carbonate with ν3(PO4) phosphate vibrations. (27) To estimate the extent of the apatitic layer to act as a calcium donor to induce Please do not adjust margins Please do not adjust margins CaOx crystallization, the coated substrate was left in an oxalate aqueous solution ([Ox 2-](aq) = 0.1 mol.L -1 ) for two days (Figure S2). Based on crystal habits, SEM examination confirmed the growth of monoclinic-prismatic COM crystals ranging from 10 to 30 µm, in parallel with a complete dissolution of the apatitic layer (Fig. S2c). Therefore, in total absence of additional Ca 2+ (aq) ions in the batch solution, it is concluded that the apatitic layer acts as a calcium donor. Following the release of Ca 2+ (aq) ions, the solubility product was reached inducing precipitation (Ksp(COM) = 2.32 x 10 -9 ). (28) COM crystals exhibit similar morphology as observed in vivo (7) (Fig. 2a). Nevertheless, the average size of COM crystals is clearly not comparable to KS entrapped in RP. Moreover, the total dissolution of the apatitic layer -due to obvious lack of control over oxalate diffusion at the surface -did not permit to describe reactive role regarding CaOx crystallization. To address the previous issue, the apatitic layer was exposed to the same oxalate aqueous solution once mounted in the microfluidic device (Figure 1d). After 15 min of Ox 2-(aq) continuous injection, microscale CaOx crystals randomly distributed onto the apatitic layer could be observed (white arrows in Fig. 3a). Magnified SEM images (Fig. 3b) confirmed the growth of CaOx crystals from spherulites and allowed to identify -based on crystal habits -mainly monoclinic-prismatic COM crystals of around 2.0 -5.0 µm.

The shape and micrometric size range of the entrapped crystals were analogous to KS on RP reported in Fig. 2a. More specifically, the specific "insertion" of COM crystals in HAp spherulites is well mimicked. The same conclusion holds for the very specific aggregation of COM crystals as shown in Fig. 3b, bottom right. As supported by reference spectrum in Fig. S3a, the formation of COM crystals was confirmed by Raman spectroscopy with characteristic peaks at 525, 896, 1466 and 1489 cm -1 (19,29,30) in addition to those attributed to the apatitic layer (Fig. S3b). The constrained dimensions of the microchannel and the induced hydrodynamic flow of Ox 2-(aq) modulated the dissolution rate of the apatitic layer towards the controlled release of Ca 2+ (aq) ions at its surface to favor crystal precipitation. (12) The convected Ox 2-(aq) ions diffused sufficiently at the apatitic layer surface to raise the local ionic product inducing COM crystallization. Compared to CaOx crystallization in batch, the use of a "collecting duct-on-a-chip" platform appeared as a fair compromise in terms of geometric and timescale considerations to study CaOx crystal growth onto the RP-like layer. Interestingly, the sole identification of COM crystalline phase is in clear accordance with clinical observations associating COM crystallization onto RP with hyperoxaluria (24) albeit the concentration in oxalate used in the present work was far beyond the minimum threshold for in vivo CaOx crystallization. (28) Nevertheless, the preliminary results presented herein enabled to propose a biomimetic RP modified "collecting duct-on-a-chip" platform as a suitable model approach regarding the reactive role of RP as a nucleation nuleus for CaOx crystals and to investigate the resulting interface (size, morphology) with respect to comparable in vivo KS. (7,8,10,24) To summarize, we successfully implemented a "collecting duct-on-achip" platform with an apatitic coating to mimic the role of a Randall's plaque in the formation of CaOx kidney stones. We overcame the use of an organic matrix to avoid (as a first and simplified approach) its potential implication with respect to CaOx crystallization. Indeed, previous contributions reported on the role of organic matrices to control the growth of CaOx crystals (31) and to induce microporous crystalline structure due to insertion into mineral lattices. (32,33) For future investigations, components of the extra-cellular matrix such as collagen could be taken into account. (27) The spherulites organization of the layer was consistent with RP organization. COM crystals were consistent with clinical observations both in terms of overall crystal shape and size at the apatitic interface. Nonetheless, a few chemical and physical limitations did not permit to regard the system as fully biomimetic with respect to in vivo conditions. Although the concentration in Ox 2-(aq) ions perfused within the microfluidic system enabled the formation of COM crystals similar to in vivo CaOx stones, the oxalate concentration (i.e. [Ox 2-](aq) = 0.1 mol.L -1 ) remains unrealistic with respect to common hyperoxaluria conditions (34) and much larger This journal is © The Royal Society of Chemistry 20xx

Please do not adjust margins Please do not adjust margins than the one used in our previous contribution (19) (i.e. [Ox 2-](aq) = 0.4 mmol.L -1 ). Even though the total flow rate of 2.0 µL.min -1 matched our earlier work, it does not reflect strictly the laminar urinary flow within the collecting duct as well (i.e. 10 nL.min -1 ). (35) Here, we emphasize again that the targeted goal was to mimick realistically (and in a reasonable amount of time for further investigations, i.e. 15 min.) the "COM/RP" interface in terms of size, shape and morphology keeping in mind that all previous attempts (in batch) reported insofar in the failed.

The simultaneous decrease in both parameters (i.e. [Ox 2-](aq) and flow rate) appears quite feasible, yet requires experimental setup enabling ultra-slow flow injection for sufficient duration of diffusion of the precursors. Currently, we are conducting ongoing experiments to work out the mentioned physico-chemical limitations. In a near future, we expect to present a further biomimetic platform matching realistic physiological conditions. Implementing the collecting duct-on-a-chip device with the apatitic layer was more relevant for investigating CaOx stone growth from the Randall's plaque. Compared to batch crystallization, several advantages are worth pointing out. The microfluidic approach accounts for the microconfinement akin to the nephron. Moreover, the controlled flow of Ox 2-ion permits the control over the ion diffusion at the apatitic surface. Consequently, the local diffusion of Ox [START_REF] Hankermeyer | Dissolution rates of carbonated hydroxyapatite in hydrochloric acid[END_REF] . Considering that the final urine might become as acidic as pH 4.5 in case of a renal failure 40 , the stability of HAp-RP can be strongly modified, influencing the formation of CaOx kidney stones. To study HAp-COM crystallization reaction, Sethmann et al. investigated the release of Ca 2+ ions from a bone substrate in various oxalate solutions with pH ranging from 4.5 to 7.5 28 . The results showed that the reaction was induced even under common urinary concentration in Ox 2-ions and pH (e.g. combined 0.25 mmol.L -1 and pH 5.5).

If operated at lower pH, the RP-modified collecting duct-on-a-chip device would still stand for a biomimetic platform with respect to the kidney stone disease. As demonstrated in section 2.a, the apatitic layer acted as a substrate for COM crystal growth through the release in Ca 2+ (RP) ions at pH 7.36. Herein, we want to adapt our previous study at pH 4.5. First, we demonstrate a higher dissolution behavior of the apatitic substrate at the pH of interest.

Two pieces of ≈ 0.5 × 0.5 cm² from the same apatitic layer (as shown in Figure 8d) were soaked in two solutions (V = 1.0 mL) at two pH values, i.e. pH 7.4 and 4.5, respectively. The pH was adjusted using HCl. Afterwards, the concentration in Ca 2+ (RP) ions was measured vs.

time using a Ca 2+ ion sensitive electrode for comparison purposes (Table 4). The results positively supported the influence of an acidic pH on the partial dissolution of the apatitic layer, even after 24 hours soaking. Interestingly, the equilibrium concentration in Ca 2+ (RP) was attained almost after 48 hours although at pH 4.5, Ca 2+ (RP) continued to slightly increase. It is worth commenting the gap between the concentration in Ca 2+ measured by Ducheyne et al. 38 and our value at comparable pH and time (i.e. 4.80 vs. 14 ppm at pH 7.4 after 24 hours, respectively). While we used the apatitic substrate as a Ca-deficient HAp model, the other group worked with commercial Ca-deficient phosphate tribasic (Ca10-x(HPO4)x(PO4)6-x(OH)2-2x, Ca/P = 1.61). Consequently, we presume a better crystallinity of their material (i.e. lesser solubility) compared to the SBF-issued apatitic layer.

After one week in HCl solution, SEM characterization was carried out for further evaluation (Figure 13). In Figure 13a, we assessed the dissolution of the apatitic layer with the clear loss of the "cauliflower"-like organization (see Figure 9e and magnified Figure 10d). Yet, patches of HAp remained with the exposure of the glass substrate beneath. Furthermore, we observed a "sponge"-like aspect at higher magnification (Figure 13b). Aside from supporting an enhanced dissolution at pH 4.5, we showed drastic morphological changes of the apatitic layer compared to its primary aspect.

ii. The calcium oxalate heterogeneous growth derived from the Randall's plaque-like substrate under acidic condition (i.e. pH 4.5)

Before implementation within the collecting duct-on-a-chip device, we assess once again that the apatitic layer acts as a supportive substrate to trigger CaOx crystallization at pH 4.5 (as in section 2.a.i). Noteworthy, Ox 2-≡ C2O4 2-is the conjugate base of oxalic acid (at 25°C)

C2O4H2 ⇌ C2O4H -+ H + pKa = 1.2 C2O4H -⇌ C2O4 2-+ H + pKa = 4.3
Therefore, a piece of ≈ 0.5 × 0.5 cm of the apatitic layer was soaked in an oxalate solution at 14c-d).

The measurement of the concentration in free Ca 2+ (RP) was attempted in the end, unsuccessfully. We hypothesized that the released Ca 2+ (RP) ions reacted with Ox 2-ions for consecutive CaOx crystallization. Under moderate hyperoxaluria-like condition (i.e. [Ox 2-]pH 4.5 = 0.40 mmol.L -1 ), the apatitic spherulites were highly dissolved (background in Figure 14a) resulting in the exposure of the glass substrate underneath (alike in Figure 13a).

In addition, COM crystals grew from the spherulites (likewise in Figure 12b). Magnified SEM image detailed morphological changes on the spherulites (Figure 14b). After immersion in oxalate solution at pH 4.5, the spherulites lost their "pincushion" aspect and transform to (Figures 14c-d), we assessed the complete consumption of the apatitic spherulites at the expense of monoclinic prismatic COM crystal (as illustrated in Figure 12e). Surprisingly, occasional bipyramid COD crystals of ≈ 5 -10 µm and associated to COM crystals were also identified (in red in the magnified image of Figure 14d). Using batch crystallization, we confirmed the use of the apatitic layer as a calcium donor for CaOx heterogeneous crystallization, even at more acidic conditions.

Afterwards, the RP-modified collecting duct-on-a-chip device was assembled and continuously perfused at Qtot = 2.0 µL.min -1 with solely oxalate solution at pH 4.5 (similarly to section 2.a.ii).

Les us recall that a total operating flow rate of 2.0 µL.min At the lowest concentration (i.e. 0.40 mmol.L -1 ), we did not observe the growth of well-defined CaOx crystals from the "cauliflower"-like structures (Figure 15a). Nevertheless, (100) crystallographic face (Figure 16b). Otherwise, platelet-like crystals grew on the apatitic layer (Figures 16c-f) that resembled monoclinic prismatic COM crystals. Once more, the spherulites entrapped in CaOx crystals (e.g. Figure 16b) supported the dissolutionrecrystallization mechanism of RP towards the growth of CaOx crystals. In Figures 16d-f 

Figures 15b-d enlightened morphological changes after one hour of continuous perfusion of

1 is not physio-pathologically realistic with respect to standard hyperoxaluria condition. We guess that similar results could be obtain for 0.40 mmol.L -1 > [Ox 2-]pH 4.5 > 100 mmol.L -1 (e.g. at 1.0 mmol.L -1 as investigated by Sethmann et al. 28 ) and with a decrease in flow rate matching nephron-like flow conditions.

Due to poor crystallinity, substituted HAp demonstrated higher solubility (even more in acidic solution [START_REF] Hankermeyer | Dissolution rates of carbonated hydroxyapatite in hydrochloric acid[END_REF] ) compared to stoichiometric HAp 38 . Knowing that the urine can become acidic in extreme cases 40 , HAp-RP can be more sensitive to dissolution, release higher amounts of Ca 2+ (RP) ions and consequently, boost the growth of CaOx-based kidney stones. Using a bone substrate as a RP model, Sethmann and collaborators investigated the influence of pH on the release of Ca 2+ ions with respect to HAp to COM crystallization reaction 28 . The authors highlighted a dissolution-recrystallization mechanism of the bone surface towards the precipitation of COM crystals. To investigate kidney stone formation in closer conditions to the disease, we have operated the RP-modified collecting duct-on-a-chip device under acidic condition (i.e. pH 4.5). First, we demonstrated that Ca 2+ (RP) ions released from the apatitic substrate was pH-sensitive (Table 4) and enabled CaOx crystals growth from the substrate under batch crystallization (Figure 14). Two concentrations in Ox 2-ion were under scrutiny and used, thereafter, to conduct CaOx crystallization at pH 4.5 and under microfluidic conditions.

Although [Ox 2-]pH 4.5 = 0.40 mmol.L -1 reacted with the spherulites to induce morphological changes at their surfaces, it did not trigger heterogeneous CaOx crystallization (Figure 15).

On the other hand, [Ox 2-]pH 4.5 = 100 mmol.L -1 demonstrated more conclusive results regarding the growth of COM crystals derived from the apatitic layer (Figure 16). Similarly to [Ox 2-](aq) = 100 mmol.L -1 at pH 7.36 (see section 2.a.ii), monoclinic prismatic COM crystals appeared from the apatitic spherulites. However, COM crystals at pH 4.5 likely formed agglomerates (Figure 16e) while at pH 7.36, they were organized in aggregates of a few platelet-like crystals. Noteworthy, COD crystals were occasionally observed under combined very high concentration in Ox 2-ions and acidic pH 4.5 (Figure 16b). With respect to the CaOx crystalline phases and crystal habits, the results were comparable to medical observations 5 (Figure 1b). However, it is important to remember that [Ox 2-]pH 4.5 = 100 mmol.L -1 is far from being realistic even in pathological cases. Aside from the microfluidic advantage, we present as proof-of-concept that heterogeneous CaOx crystallization also can be investigated under urinary-like acidic conditions and under microfluidic confinement.

Conclusion

The Randall's plaque, a deposit made of Ca-deficient HAp, is found in the nephron (i.e. loop of Henle 11 and/or ducts of Bellini 12 ) and is suspected to initiate the formation of CaOx-based kidney stones 2 . In-depth chemical characterization of such deposit showed that RP consists of Chapter 3
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poorly crystalline carbonated HAp 5 , organized in micro-spherulites (from 1.0 to 5.0 µm) strongly associated to proteins from the extra-cellular matrix (e.g. collagen) 15 . Unfortunately, medical studies accounting for the initiating role regarding CaOx crystallization were mainly based on indirect evidences. Therefore, the development of an in vitro model system of the RP would prove more than valuable to investigate its reactive role and to support the medical observations.

Noteworthy contributions from the literature attempted to build up such an in vitro RP model systems. Achilles and collaborators generated core-shell spherulites of apatite-octacalcium phosphate 21,22 . Our research group synthesized non-substituted HAp to serve as RP model 26 .

Sethmann and collaborators used a piece of bone to act as a mimetic model of RP 28 .

Interestingly, they all succeeded in inducing subsequent CaOx crystallization (although, in batch) either from Ca 2+ and Ox 2-ions containing solutions or sole Ox 2-ions solutions at similar concentrations to stone promoting conditions. Their respective results supported the role of RP as a calcium donor through its partial dissolution to trigger CaOx crystallization. However, they all missed in accounting for the confinement and associated fluid-flow encountered in the nephron. Having access to these combined conditions would propose a physicochemical model mimicking further kidney stone disease.

In the present chapter, we presented a new strategy to build up an in vitro RP-like model system suitable for microfluidic investigation using the collecting duct-on-a-chip device described in Chapter 2.

Based on the work of Liu et al., we coated the sealing glass coverslip of the micro-reactor with an apatitic layer using the SBF strategy 34 . Briefly, the SBF strategy relies on the use of an acellular solution at ion concentrations, pH and temperature comparable to those of the human blood plasma to induce the formation of a Ca-deficient HAp layer on a substrate 32,33 . In-depth characterization showed that the apatitic layer issued from the SBF strategy consisted of poorly crystalline HAp (XRD analysis), likely substituted (Raman spectroscopy) and organized in micro-spherulites of ≈ 1.0 µm (SEM imaging).

To ensure that the apatitic layer acted as a calcium donor (i.e. release in Ca 2+ (RP) ions), batch crystallization was conducted by immersion in two distinct Ox 2-ion containing solutions at 0.40 mmol.L -1 and 100 mmol.L -1 (pH 7.36), respectively. Both concentrations of interest supported the dissolution-recrystallization mechanisms of the apatitic layer towards COM crystal growth. Indeed, close examination enlightened the progressive growth of COM crystals from the apatitic spherulites. However, the obtained COM crystals' morphologies (i.e. twins shape usually obtained under batch crystallization 26 ) and sizes (i.e. up to 50 µm) did not permit to validate the batch method as a mimetic technique with respect to kidney stone formation.

Thereafter, the apatitic layer was assembled within the micro-reactor to obtain a RP-modified collecting duct-on-a-chip device and continuously injected with an oxalate solution. The controlled flow of Ox 2-ions permitted the control over the diffusion of ions at the apatitic surface.

In consequence, the local diffusion of Ox Last, we studied the influence of the pH on the apatitic layer's dissolution rate and, in fine, on CaOx crystallization. In response to renal failure, the becoming urine can experienced abnormal pH ranges with a direct impact on the dissolution of RP and subsequent formation of CaOx-based kidney stones. Alike Ducheyne and collaborators 38 and Hankermeyer and collaborators [START_REF] Hankermeyer | Dissolution rates of carbonated hydroxyapatite in hydrochloric acid[END_REF] , we supported that the apatitic layer dissolved more in acidic solution (herein at In fine, we presented the RP-modified collecting duct-on-a-chip device as a suitable platform for the investigation of CaOx-based kidney stones growth from a RP-like substrate under abnormal acidic conditions.

Interestingly, this observation shows that CaOx crystallization in the collecting duct-on-a-chip device can be studied by varying the chemical conditions in the micro-reactor. Obviously, these chemical conditions have a noticeable impact on the resulting CaOx crystals, with respect to their crystalline phases and crystal morphologies. Therefore, it could be interesting to investigate the modulating effect of other external additives on CaOx crystallization using the microfluidic device. To address the question, the next chapter will deal with the influence of polyphenolic catechins from green tea on CaOx crystals. The catechins: polyphenolic compounds from green tea Green tea (GT) is one of the most commonly drank beverage around the world. It is a complex brew containing caffeine, tannins, polyphenols 1 and even oxalates 2 . Such beverage was reported to have potential anti-oxidative and preventive effects on diseases such as atherosclerosis or Parkinson's disease due to a rich content in polyphenols [3][4][5] . Furthermore, studies on animal models supported preventive effects of GT on renal stones 6,7 . For example, in vivo vs. in vitro studies pointed out that GTespecially polyphenolic epigallocatechin gallate (EGCG)had an inhibitory effect on stone formation 7 . Medical observations at Tenon hospital (Paris, France) considered GT consumption for treating kidney stones due to its content in polyphenolic catechins (Figure 1a). Interestingly, these observations led to a patent application 10 . However, debates still animate the community regarding the beneficial impact of GT on kidney stones. Rodgers and colleagues stated that GT consumption did not reduce the risk factors for CaOx stone formation 11 . With respect to the content in oxalates, Rode et al. did not notice increased stone risk factors among patients drinking GT, although suffering from calcium excess in urine 12 . Therefore, no clear consensus exists about the relationship between GT consumption and CaOx kidney stone formation. Nevertheless, in vitro investigations demonstrated conclusive results. For instance, EGCG was found to decrease the binding of CaOx monohydrate (COM) crystals onto renal tubular cells 13 . Additionally, Chen et al. 8 concluded that catechins from GT were effective in preferentially directing CaOx crystallization from COM to COD (CaOx dihydrate) in batch syntheses (Figure 1b). The same results were also obtained by our research group 9 . Under batch syntheses, CaOx crystallization was induced by the dropwise addition of an aqueous oxalate solution at [Ox 2-](aq) = 10.0 mmol.L -1 in a GT solution containing Ca 2+ ions at [Ca 2+ ]In Green Tea = 10.0 mmol.L -1 (GT brewed at 1.00 g of leaves in 100 mL of boiled millQ water at 100°C for 5 min). The results showed that the gradual increase in GT in the reaction medium favored the formation of COD compared to COM crystals (Figure 1c).

Knowing that COD exhibits poorer adhesion to renal epithelial cells 14 and is usually found in the urine of healthy persons 15 and Ox 2-(GT) in green tea solution.

i. Influence of the chemical environment on CaOx hydrates

To study the influence of catechins on CaOx crystallization, GT brew was prepared as follows:

a mass mGT = 1.00 g of green tea leaves was brewed for 5 min in V = 100 mL of boiled milliQ water at 100°C. Once cooled, the brew was washed in chloroform (repeated three times) to remove unwanted molecules (e.g. caffeine, pigments and other non-polar impurities) and to enable longer fridge storage in bottle at 4°C. To verify the presence of catechins, UV-visible spectroscopy was carried out. Indeed, Atomssa and collaborators demonstrated that epigallocatechin gallate, epicatechin gallate, epigallocatechin and epicatechin (Figure 1a) exhibited maximal absorbance in water at 273.6, 276.8, 269.6 and 278.4 nm, respectively 16 .

The UV-visible spectrum of a 100 times diluted aliquot of the brew showed maximal absorbance (Amax ≈ 0.1288) in the same wavelength range (i.e. 259 < λ max ≈ 271 < 285 nm) and, therefore, supported the presence of catechins in the brew (Figure 2). Using an average molar absorption coefficient

ε average = 0.25 × (ε EGCG + ε ECG + ε EGC + ε EC ) ≈ 7523 L.mol -1 .cm -1
we estimated an approximate concentration in catechins of ≈ 1.71 mmol.L -1 in the undiluted GT brew. The respective molar absorption coefficients of the catechins of interest were taken from this reference 16 . In first approach, we did not account for it during the study.

In the assembled collecting duct-on-a-chip device, the effect of polyphenolic compounds in GT on CaOx crystallization was investigated under different scenarii as described in and Ca 2+ (GT) ions (CaOx4 in Figure 3d), respectively. At all conditions, the precursors were continuously injected in the micro-reactor at equal flow rates of Q = 1.0 µL.min -1 for two hours.

The SEM results corresponding to the four scenarii of interest are presented in Figure 4. First, we observed that CaOx crystal morphologies and crystalline phases strongly differed between CaOx1 (Figures 4a-b), CaOx2 (Figures 4c-d), CaOx3 (Figures 4e-f) and CaOx4 (Figures 4g-h). The series of images support the net effect of physicochemical conditions (and concentration gradients) on CaOx crystal formation. As already demonstrated in Chapter 2, 4c-d), CaOx3 (Figures 4e-f) and CaOx4 (Figures 4g-h). See Figure 3 for further description regarding the individual experimental conditions. Green and red "false-colors" point out some COM and COD crystals, respectively. CaOx crystallization under CaOx1 (i.e. in total absence of GT) resulted in a mixture of dominant COM crystals and rare flatted bipyramid COD crystals (Figure 4b).

In the presence of GT, we assessed a higher occurrence of COD crystals at all conditions (Figures 4c-h), sometimes with COM crystalline phase completely unreported (e.g. CaOx2 and occasional COD (red) crystals of maximum ≈ 15 µm (Figure 4e). Unlike CaOx1 condition, COM crystals exhibited a single round-shaped morphology with concave (100) crystalline face (Figure 4f). Such crystal shape is unusual in batch conditions and in absence of additives.

Yet, similar morphology was reported using batch syntheses in presence of osteopontin 17 as well as in urine of stone formers 18 . On the other hand, COD crystals were found under flatted bipyramid shape. Again, Raman mapping correlated the crystal habit to the crystalline phase 169 with green (red, respectively) color for COM (COD, respectively) crystals (Figure 5b). Last, CaOx4 condition (i.e. co-laminar mixing of Ox 2-(GT) and Ca 2+ (GT)) presented comparable results

to CaOx2 condition (Figure 4g). No COM crystals were found after CaOx crystallization and COD crystals (up to ≈ 15 µm) showed solely the (100) elongated bipyramid morphology (Figure 4h) highly over-expressed (100) face compared to COD crystals in CaOx2 scenario.

In agreement with Chen et al. 4d) resulted from the mixing of Ox 2-(GT) and Ca 2+ (aq) ions. This morphology was comparable with the one found in pathological case of severe hypercalciuria 18 and were also obtained after batch crystallization by Chen et al. 8 (Figure 1b). The authors supported the idea that H-bonds between the polyphenol groups of GT and the oxalate groups in CaOx crystals played a key role in the inhibition of COM crystal growth. However, it is worth mentioning that they first mixed GT with Ca 2+ precursor unlike us. In the context of our work, we think that the potential interactions of polyphenols and Ox 2-ions in solution results in a lesser availability of Ox 2-ions. Consequently, it limits the self-diffusion of Ox 2-(GT) ions compared to free Ox 2-(aq) ions and leads to apparent higher hypercalciuria in the overall system. When GT is on the calcium-rich side of the liquidliquid interface (i.e. CaOx3), a mixture of round-shaped COM and flatted bipyramid COD crystals was found (Figure 4f). Compared to the correlative study by Daudon and colleagues, this result is similar to the pathological case of combined hyperoxaluria and hypercalciuria 18 .

Moreover, COM crystals interestingly exhibited a crystal habit previously reported in the literature in presence of osteopontin protein 17,20 . Osteopontin appears to preferentially adsorb on (100)/(121) edges and (100) face due to hydrophilic properties 20 . Regarding the polyphenol molecules from GT, their hydrophilic properties can confer preferential interactions with growing CaOx crystals and therefore, explain the final round-shaped morphology of COM crystals. The very last experimental condition, i.e. CaOx4, showed that Ox 2-(GT) ion's availability is the limiting step as in the case CaOx2 case (Figure 4g).

In agreement with batch crystallization, we positively supported the influence of GT in favoring the formation of COD crystals rather than COM ones using the collecting duct-on-a-chip device. However, we showed that the chemical composition on either side of the liquid-liquid interface (i.e. "where" is GT) is an important factor with respect to CaOx crystalline phases, crystal habits and occurrence. While CaOx2 and CaOx4 conditions resulted in solely (100) elongated bipyramid COD crystals (Figures 4d &h), CaOx3 condition rather favored occasional flatted bipyramid COD crystals among round-shaped COM crystals (Figure 4f).

ii. Modulation of the crystallization through hydrodynamics

In section 1.b.i, the influence of GT polyphenolic compounds was investigated in the collecting duct-on-a-chip device under continuous-flow at Q 1.0 µL.min -1 . This operating flow rate still remains 100 times higher when compared to a single collecting duct in the nephron (≈ 10 nL.min -1 ) 21 . In Chapter 2 section 2, we underscored the key role of hydrodynamics in modulating CaOx crystallization. With respect to the chemical conditions, i.e.

[Ca 2+ ](aq) / [Ox 2-](aq) ≫ 1, it is expected to favor COD compared to COM crystals upon mixing of ion precursors 9 . In absence of additives, a decrease in flow rate enhanced Ca 2+ (aq) and Ox 2-(aq) ion diffusion at the co-precipitation front compared to convection along the microchannel (see It is legitimate to wonder if the flow rate influences CaOx crystallization in presence of GT. In order to assess the role of hydrodynamics, the experimental conditions in Figure 3 were once again investigated vs. flow condition (Q = 0.1 µL.min -1 for 2.5 hours). Table 1 compares the induction time t0 along with the angle of diffusion cone α with respect to the flow conditions 3.1° ± 0.1° vs. 5.8° ± 0.2° for CaOx3 condition). Although the presence of GT altered the mixing of Ca 2+ and Ox 2-ions, the decrease in flow rate still favored diffusion at the contact interface for it to occur closer to the channel's "Y-junction".

After assessing the combined influence of hydrodynamics and GT at the optical scale, CaOx crystals were characterized with respect to the crystalline phase and crystal habit (Figure 6). 6d, respectively). However, COD crystals from CaOx4 condition (Figure 6d) did not exhibit the (100) elongated bipyramid morphology as in CaOx2 (red in

SEM micrographs correspond to

Figure 6b

). Yet, the COD crystalline phase of these not clearly-defined structures was confirmed by using Raman spectroscopy (not presented herein). Regardless of the experimental conditions, CaOx crystalline phases at Q = 0.1 µL.min -1 (Figure 6) matched adequately the ones at Q = 1.0 µL.min -1 (Figure 4). The same observation could be made with respect to crystal habits, expect for CaOx4 condition when comparing Figures 4g and6d.

Finally, we demonstrated that the decrease in flow rate did not alter significantly CaOx crystallization with respect to the crystalline phases and the crystal morphologies.

Consequently, the parameter of prime importance herein remained the modulating role of GT with respect to CaOx crystallization.

Green tea is one of the most popular beverage worldwide. Furthermore, interesting studies supported preventive effects regarding various diseases such as atherosclerosis, Parkinson's disease and even kidney stone formation [3][4][5]10 . With respect to CaOx crystals, in vitro investigations demonstrated the ability of polyphenolic catechins from green tea to inhibit stone formation 7 , decrease COM crystal binding on renal cells 13 and even direct CaOx crystallization from COM to COD crystals 8 . Knowing that COD exhibits less adhesion to renal epithelial cells 14 and is usually found in the urine of healthy subjects 15 , investigating the modulation effect of green tea with respect to CaOx crystals could provide a natural solution to treat and prevent kidney stones. Similarly to the work presented in Chapter 2, CaOx crystallization under colaminar mixing of Ca 2+ and Ox 2-ions was investigated in presence of green tea (GT). We demonstrated that GT favors COD crystalline phase with respect to COM crystals.

Furthermore, we showed that COD crystals exhibit various morphologies (i.e. flatted or elongated bipyramid shapes) depending on the presence of GT either on the calcium-rich or the oxalate-rich side in the micro-reactor. Besides, we studied the influence of hydrodynamics on CaOx crystallization in presence of additives. We showed that a decrease in flow rate did not interfere with CaOx crystalline phases and overall crystal morphologies. This late result emphasized the dominant role of GT with respect to CaOx crystallization in the collecting ducton-a-chip device. First, batch crystallization was carried out alike in Chapter 3 section 2.a.i. Before adding Ox 2-(GT) ions in the medium, a piece of ≈ 0.5 × 0.5 cm² from the apatitic layer was soaked in GT for one week (VGT = 1.0 mL, pH 7.4). Figure 7b shows that GT was not inert with respect to the apatitic layer. Indeed, new crystals of ≈ 10 -15 µm (some in blue) grew on the substrate and exhibited the morphologies of COM crystals obtained under syntheses in batch 9 . The growth of CaOx crystals in sole presence of GT underlined that the brew we used initially contained Ox 2-ions in sufficient amount to trigger crystallization.

After assessing the effect of GT only, we studied the heterogeneous CaOx crystallization on the apatitic layer in presence of GT containing oxalate solutions. Alike in Chapter 3 section 2.a.i, the calcium donor role of the apatitic layer was under scrutiny and, therefore, no additional source of Ca 2+ ions was added. To conduct the study, pieces of ≈ 0. 8e-h). Further examinations highlighted the growth of COD crystals at all concentrations and pH values, exhibiting either the flatted bipyramid shape (Figures 8b and8d) or the (100) elongated bipyramid shape (Figures 8f and8h).

Under the combined conditions of [Ox 2-](GT) = 0.40 mmol.L -1 and pH 4.5 (Figure 8c), we noticed a higher dissolution of the spherulites compared to pH 7.36 (Figure 8a). This confirmed the pH-sensitivity of the apatitic layer, as already demonstrated in Chapter 3 section 2.b.i, even in GT along with the growth of flatted bipyramid COD crystals.

At [Ox 2-](GT) = 0.10 mol.L -1 and regardless of the pH value, we observed the complete disappearence of the apatitic layer (Figures 8e-h) replaced by crystals exhibiting a sheet-like habit (in blue in Figures 8f and8h). Based on the crystal morphology 25,26 , we suspected a phase transformation from Ca-deficient HAp to octacalcium phosphate (Ca8H2(PO4)6•5H2O, OCP) but in absence of in-depth chemical characterization we could not be certain. Therefore, Raman spectroscopy will be conducted in a near future to identify the crystalline phase. Yet, we did not exclude this hypothesis since existing contributions in the literature already investigated the reverse phase transformation, i.e. from OCP to apatite 27,28 . Therefore, a large concentration in Ox 2-(GT) ions induced the growth of (100) elongated bipyramid COD crystals along with the phase transformation of the apatitic layer to a sheet-like structure.

In this section, we supported the role of the apatitic layer as a calcium donor for CaOx Herein, we aimed at combining all the features we investigated at once in the collecting duct-on-a-chip device with respect to CaOx crystallization. Therefore, the microfluidic platform was assembled with an apatitic layer to form the RP-modified collecting duct-on-a-chip device. After the consecutive perfusion of Ox 2-ions at [Ox 2-](GT) = 0.10 mol.L -1 , in presence of GT and at pH 4.5, we observed the growth of CaOx crystals from the apatitic layer in a mixture of COM and COD crystals (Figures 9a and9d). Closer examination showed that COM crystals mainly exhibited platelet-like habits (Figures 9b, 9c and 9e) while COD crystals grew principally under the (100) elongated bipyramid shape (Figures 9c and9f). It was interesting to notice that the flow of Ox 2-(GT) ions in presence of GT did not induce the sole growth of COD crystals from the apatitic layer in the microfluidic platform. However, the (100) elongated COD crystals were comparable to the ones obtained under crystallization in batch (Figures 8g-h). Compared to batch conditions, we did not notice the suspected phase transformation of the apatitic spherulites to the "sheet-like" structure. Once again, the microfluidic confinement supported the controlled diffusion of Ox 2-ions at the apatitic surface for a more controlled reactivity between Ca 2+ (RP) and Ox 2-(GT) ions.

As a future perspective, we showed the feasibility of the multi-physicochemical investigation of CaOx crystallization in the collecting duct-on-a-chip device. Therefore, the RP-modified micro-reactor was continuously perfused with a GT solution containing Ox 2-ions at [Ox 2-](GT) = 0.10 mol.L -1 , pH 4.5 and in absence of any additional source of calcium. We demonstrated that CaOx crystals grew from the apatitic layer in a mixture of platelet-like COM crystals and mainly (100) elongated bipyramid COD crystals. At comparable chemical conditions but in batch, we assessed the presence of COM crystals but we did not notice the suspected phase transformation of the apatitic spherulites to a still unclearly characterized "sheet-like" structure. This preliminary study supported the strong potential of the collecting duct-on-a-chip device to investigate CaOx crystallization under even more complex chemical environments.

Conclusion

In the present chapter, we investigated the modulating effect of GT on CaOx crystallization by using the collecting duct-on-a-chip device. Two aspects were under scrutiny to evaluate the potential of the microfluidic platform with respect to kidney stone disease.

First we studied the co-laminar mixing of Ca 2+ and Ox 2-ions in presence of GT. We showed that GT enabled to direct CaOx crystallization from COM to COD crystals as observed under batch conditions. However, we demonstrated the importance of the presence of GT either on the calcium-rich or the oxalate-rich side in the micro-reactor regarding CaOx crystalline phases and shapes. COM crystals mainly exhibited round-shaped morphorlogy. On the other hand, COD crystals showed flatted bipyramid shape or (100) elongated bipyramid morphology. The later crystal shape is generally observed in complete absence of additives.
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As a second and last example, we combined all features from the present work at once. The RP-modified collecting duct-on-a-chip device was continuously perfused with a GT containing To conclude, we would like to emphasize on the multi-disciplinary (physics, chemistry, material science, microfluidics…) and highly exploratory aspects of this research project. With the objective of contributing to the understanding of urolithiasis, we proposed a robust microfluidic device mimicking the micro-confinement and urinary laminar-flow of a single collecting duct to investigate CaOx crystallization. The collecting duct-on-a-chip device enabled us to explore glimpses of the hydrodynamics and the chemistry involved in the formation of CaOx crystals. The platform was suitable for physicochemical implementations and permitted in situ multi-scale characterizations. We are confident that the present work will set the stage for further explorations using the microfluidic device. Indeed, room remains for improvements and modifications up to the day we succeed in offering a platform fully capable of accounting for the kidney stone disease.

From the design point of view of the platform, let us recall that the device is made of a microchannel casted in a piece of PDMS and assembled with a glass coverslip. A straight microchannel is the simplest design with respect to the multi-structural organization of the nephron. A more complex design, including a loop for example, would explore CaOx crystallization in other parts of the nephron (e.g. the loop of Henle). Similarly to the introduction of an apatitic layer, it could be highly interested to modify the device with an extra-cellular matrix-like material (e.g. Matrigel TM ) and thereafter, renal cells. Additionally, re-absorption and exchange of ions occur throughout the nephron. Accounting for such phenomena in the platform would provide valuable information on the mechanisms of kidney stone formation.

From the characterization point of view, we believe that investigating CaOx crystallization under microfluidic conditions and in situ Raman spectroscopy would inform on the chemical reactivity (i.e. nucleation and growth mechanisms). Indeed, debates still animate the community regarding the potential growth of CaOx crystals from a transient amorphous phase.

However, the current attained spatial resolution of the optic microscopy prevented us to 

Figure 1 .

 1 Figure 1. Anatomical illustration of one nephron (i.e. renal functional unit) and its location in the kidney. The image is adapted from the Internet.

Figure 2 .

 2 Figure 2. The four major steps involved in soft lithography. From top to bottom: I. Design of pattern, II.Fabrication of master, III. Fabrication of PDMS stamp and IV. Soft lithography. Thereafter are presented the main soft lithographic techniques, i.e. microcontact printing of self-assembled monolayer or protein, replica molding and solvent-assisted micro-molding. For example, from the design of a micropattern to its microcontact printing of self-assembled monolayer onto a substrate, it takes 16 steps of fabrication in total. Figure is reproduced from Qin et al.4 with permission from Springer Nature.

Figure 3 .

 3 Figure 3. Towards the development of organ-on-a-chip bioreactors: a) lung-on-a-chip system proposed by Potkay et al. 13 enabling gas exchange. Cartoon on the right serves as comparison to microfluidic model; b) microfluidic endothelial-like platform developed by Lee et al. 14 exhibiting hepatic microarchitecture and function. All figures are reproduced with permission from RSC and John Wiley and Sons, respectively.

Figure 4 .

 4 Figure 4. Complete nephron-on-a-chip platform designed by Weinberg et al. 29 . (G), (T) and (L) stand for glomerulus, proximal tubule and loop of Henle , respectively with their dimensions given in the table below. (C) represents the interface that connects each segment with one another and with the blood and waste streams.Figure is adapted with permission from SAGE Publishing. a microfluidic chamber (0.5 x 20 x 70 mm) at various laminar flow conditions, they assessed the reorganization of the cytoskeleton of MPT cells in a flow-dependent fashion.
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 5 Figure 5. Microfluidic reactors for the study of renal function: a) multi-layer microfluidic platform developed by Jang and Suh30 for the culture and analysis of inner medullary collecting duct cells; b) microdevice capable of nutrients and waste separation by Gao et al.31 ; c) proximal tubule-on-a-chip for nephrotoxicity assessment by Jang et al.32 . All figures are reproduced with permission from RSC and The Japan Society for Analytical Chemistry.
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 7 Figure 7. Citation report from Web of Science Core Collection between 1950 and 2018.
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 8 Figure 8. Microfluidic approach of the kidney stone disease: a) circular cross-section microchannel mimicking the renal proximal tube colonized with appropriate cells by Wei et al. 43 . Calcium phosphate stone deposition was assessed by microscopy and Raman spectroscopy. Scale bars are 200 µm; b) microchannel device for the precipitation of calcium oxalate crystals under laminar flow conditions by Laffite et al. 44 . All figures are adapted with permission from RSC.
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 9 Figure 9. Crystalline structure of whewellite (CaC2O4•H2O, COM).

Figure 10 .

 10 Figure 10. Morphologies of calcium oxalate monohydrate COM crystals: a) habit of monoclinic prismatic COM crystal with plane assignments and molecular arrangement in the crystal by Guo et al. 45 ; b) COM crystal habits based on the work of Thongboonkerd et al.[START_REF] Thongboonkerd | Factors determining types and morphologies of calcium oxalate crystals: Molar concentrations, buffering, pH, stirring and temperature[END_REF] . A, D-E, F-H, N-P images stand for monoclinic prismatic, twins, dendritic and flower-like COM crystals, respectively while B image represents COD crystal; drawing of reported morphologies in kidney stones of c) catalogue of COM crystals from the book Lithiase urinaire from Daudon and et al.50 . All figures are reproduced with permission from ACS, Elsevier and Lavoisier -Médecine sciences, respectively.

Figure 11 .

 11 Figure 11. Crystalline structure of weddellite (CaC2O4•2H2O, COD).

Figure 12 .

 12 Figure 12. Morphologies of calcium oxalate dihydrate COD crystals: a) catalogue of COD crystals from the book Lithiase urinaire from Daudon et al. 50 ; b) Scanning Electron Microscopy (SEM) images of COD crystals from Stankovic et al. 58 . Figure is reproduced with permission from Lavoisier -Médecine sciences and Elsevier, respectively.

Figure 13 .

 13 Figure 13. Proposition for the nucleation mechanism of COM crystals in presence of calcium phosphate (ACP) presented by Xie et al. 68 . Figure is reproduced with permission from ACS.

Figure 14 .

 14 Figure 14. Effect of time regarding the evolution of stone formation suspected to grow according to the fixed-particle theory. Figure is reproduced from Kok et al.[START_REF] Kok | Timelines of the "free-particle" and "fixed-particle" models of stone-formation: theoretical and experimental investigations[END_REF] with permission from Springer.

Figure 15 .

 15 Figure 15. Effect of time regarding the evolution of stone formation suspected to grow according to the free-particle theory. Figure is reproduced from Kok et al. 74 with permission from Springer.ii.Physicochemical aspects With respect to urolithiasis, Finlayson listed the physicochemical features known to intervene in the formation of CaOx stones[START_REF] Finlayson | Physicochemical aspects of urolithiasis[END_REF] . First was the supersaturation of urine as the thermodynamic driving force. This driving force, related to concentration in electrolytes, measured whether particles might precipitate or grow due to sufficient energy present in the medium. The second

  . Basic observations agreed with CaOx stones having their origin on CaP precipitates. The cascade of events leading to CaOx stones seemed to imply the concerted CaP dissolution due to low urine pH, high Ca and Ox concentrations in urine and low inhibitory activity with respect to growth/aggregation. Yet, precipitation of CaOx stone in absence of a CaP initiator seemed feasible in case of exceptionally large excretion of oxalate. It would lead to high peak levels of urine supersaturation and appeared to be encountered only in the distal collecting duct and caliceal urine. Rodgers and collaborators proposed a theoretical modeling of the risk of crystallization throughout the nephron and over a large range of pH values 77 . Using real urinary data, the computational approach relied on the software Join Expert Speciation System (JESS) to calculate the speciation in Ca stones (Figure16a) and urine saturation index (SI), equivalent to the relative supersaturation. Additionally, JESS enabled to report on the influence with respect to the precipitation of one Ca stone on the others in the distal part of the collecting duct (Figure16b). Noteworthy, the model never predicted the formation of pure CaOx stone but resulting from prior precipitation of brushite or hydroxyapatite. Authors acknowledged the limitations of the model (i.e. data dependent, sole thermodynamics consideration), yet they believed that it could initiate insightful discussion and debate about the mechanisms of Ca stones formation.

Figure 16 .

 16 Figure 16. Chemical speciation of Ca salts simulated by JESS software: a) supersaturated salts in the different regions of the nephron at the lower end of pH ranges; b) effect of precipitation on saturation index SI values of each Ca salts in the distal region of the collecting duct at the lower end (top) and upper end (bottom) of the pH ranges. Figures are adapted from Rodgers et al. 77 with permission from Springer.

Figure 17 .

 17 Figure 17. CaOx crystallization with respect to urinary concentrations in calcium and oxalate ions: a) CaOx crystals found in urines of different stone formers. Images on top describe (left) CaOx crystal mixture of COM crystals and octahedral COD crystal and (right) elongated COD crystal usually observed in the case of heavy hypercalciuria. At the bottom, the image depicts large octahedral COD crystals suggesting coupled hyperoxaluria and hypercalciuria; b) influence of rCaOx = Ca 2+ / Ox 2-on the crystalline phases of CaOx observed in urine samples. Figures are adapted from Daudon et al. 78 with permission from Elsevier.

  the relationship between the concentrations in calcium and oxalate ions with respect to the type of COM and/or COD crystals present in the associated urine samples78 . While the ionic product of concentrations measured in urine [Ca 2+ ]×[Ox 2-] (pCaOx) stood as the driving force for CaOx crystallization, they used the Ca 2+ /Ox 2-molar ratio (rCaOx) as an empirical parameter to correlate with the CaOx crystalline phases found in the collected urine samples (Figure17a). As shown in Figure17b, low values of rCaOx (< 5.0) were associated with high occurrence of COM crystals whereas at high values of rCaOx (> 14), COD crystals were observed mostly. When 5.0 < rCaOx < 14, CaOx crystal mixture of both crystalline phases were obtained. With respect to the data, Daudon and collaborators showed the oxalate-(respectively calcium-) dependency for COM (respectively COD) crystal formation. Additional urine examinations enabled to construct a monogram depicting rCaOx against pCaOx and to assess the risk extent of individuals for CaOx crystal

Figure 18 .

 18 Figure 18. Relationship between calcium and oxalate concentrations in urine and CaOx crystallization: a) simplified representation of the different areas on the calcium oxalate crystallization monogram according to calcium (e.g. 3.8 mmol.L -1 ) and oxalate (e.g. 0.31 mmol.L -1 ) concentrations in the urine of stone formers; b) extended crystallization monogram depicting the clinical risk of stone formation as defined in Table 3. Figures are adapted from Daudon et al. 78 with permission from Elsevier.formation. With respect to urinary concentrations in Ca 2+ and Ox 2-ions, individuals were categorized under either normal, hypercalciuria, hyperoxaluria or coupled hypercalciuria and hyperoxaluria conditions (e.g. case scenario for patient with [Ca 2+ ] = 3.8 mmol.L -1 and [Ox 2-] = 0.31 mmol.L -1 in Figure 18a). Within a condition area, CaOx crystallization scores (Table3) were attributed to predict the clinical risk of stone formation (Figure18b). At
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 19 Figure 19. Description of the BRI-method: a) schematic illustration of the system; b) titration curves of urines according to risk class of stone formers; c) results of BRI measurement of urine samples. Figures are adapted from Laube et al. 80 with permission from Springer.
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 2020 Figure 20. Effect of urine pH on CaOx crystallization. (A) Morphology of the resulting CaOx crystals (original magnification 400×). (B) COM crystal size (volume) measured. (C) COD crystal size measured. (D,E) Number of COM and COD crystals, , respectively, counted. (F,G) COM and COD crystal masses. Figure reproduced from Manissorn et al. 82 and under Creative Commons license. CaCl2 and Na2C2O4 solutions were mixed under 78 different conditions taking into account molar concentrations, buffering, pH, stirring and temperature. With respect to molar concentrations, COM crystal morphology (i.e. the most observed crystalline phase throughout all conditions) varied in a concentration-dependent manner while COD crystals precipitated after using 5.0 mmol.L -1 CaCl2 and 0.5 mmol.L -1 Na2C2O4. The use of a 10 mmol.L -1 Tris-HCl buffer solution (pH 7.3) enhanced the growth and aggregation of COM crystal. The pH also affected CaOx crystallization since at pH > 5.0, COD crystallization was favored. While

Figure 21 .

 21 Figure 21. Growth of CaOx crystals in gel systems: a) schematic illustration of the U-shaped tube selected for the gel growth studies; b) CaOx crystals grown in silica gel. All presented crystals apart from the one at the left bottom (COD crystal) are COM crystals; c) CaOx crystals grown in gelatin exhibiting aggregated organization. Figure is adapted from Bisaillon and Tawashi 83 with permission from Elsevier.

Figure 22 .

 22 Figure 22. Modulation effect of molecular additives on CaOx crystallization: a) SEM images of COM crystals precipitated at different concentrations of osteopontin; b) structure of main catechins in green tea extract. A, B, C and D are identifiers for the basic ring frame of polyphenols; c) schematic representation of CaOx crystals obtained at increasing amount of green tea extract with potential crystallization pathway. Figure 22a is reproduced from Langdon et al. 86 and Figure 22b-c are adapted from Chen et al. 57 with permission from Elsevier and RSC, respectively. ii.In vitro crystallization systems In vitro crystallizers are often used for the study of urinary stone formation. In a review published in 1997, Achilles compared the most important systems against each other yet with respect to their potential importance and similarity to the intrarenal mechanisms of stone formation 91 . Yet, we arbitrary decided to focus on three of the reviewed in vitro crystallizer systems: the Constant Composition Method (CCM), the Mixed Suspension Mixed Product Removal crystallization (MSMPR) and the Flow Model of Crystallization in Gels (FMCG).

Figure 23 .

 23 Figure 23. Illustration of a Mixed Suspension Mixed Product Removal (MSMRP) crystallizer from the work of Garside et al. 93 . The system consists of a thermostated bath (A), a constant level tank (B), a rotameter (C), the crystallizer (D), a level control (E), an outlet valve (F), a stirrer (G) and a thermometer (H). Figure is reproduced with permission from Elsevier.

Figure 24 .

 24 Figure 24. Schematic illustration of the isothermal growth cell from DeLong et al. 95 : setup consists of an observation chamber (a), the solution inlet (b) and outlet (c), a temperature monitor (d), a seed injection syringe (e) and a T-junction (f). Figure is reproduced with permission from Elsevier.

Figure 25 .

 25 Figure 25. Illustration of the flow model of crystallization in gel (FMCG). Two feeding solutions, SA and SB, containing the soluble components A and B of a crystal phase AB, are mixed at a special mixing tip. The resulting supersaturated solution SAB is conducted over a gel layer through a channel. Crystallization of AB proceeds in the gel matrix and can be observed or quantified by optical devices. Figure is reproduced from Achilles et al. 96 with permission from Springer.

Figure 26 .

 26 Figure 26. Schematic illustration of the Poiseuille-Flow Crystallizer (PFC): each individual part stands for the saturated solution reservoir (1), metastable solution reservoir (2), centrifugal pumps (3), head tanks (4), flow meter (5), overhead stirrer (6), seed reservoir (7), peristaltic pump (8), mixing adapter (9) and glass capillary (10), respectively. Figure is reproduced from Mumtaz and Hounslow 98 with permission from Elsevier.

w = k t 3

 3 /2 + c ( 1. 3 ) (with w = weight, k = growth rate constant, t = time, c = constant corresponding to the weight of the initial fragment) and illustrated by the green solid line in Figure 27.

Figure 27 .

 27 Figure 27. Illustration of the curve shapes of the three growth mechanisms investigated by Ananth et al. 107 . Weight (w) and extrapolated diameter (d) of a kidney stone are plotted against experiment time. Red dashed trace fits the crystal growth model of constant deposition (w ∝ t, d 3 ∝ t); green solid line, surface area-dependent (a ∝ t, d² ∝ t, d ∝ t 1/2 , d 3 ∝ t 3/2 , w ∝ t 3/2 ); green dotted line, linear growth in diameter (d ∝ t, d 3 ∝ t 3 , w ∝ t 3 ). w = weight, t = time, d = diameter and a = surface area. For the purpose of illustration, the units are arbitrary and proportionality constants are chosen to make each curve pass through the central coordinate. Figure is reproduced with permission from John Wiley and Sons.
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 21 mmol.L -1 ) solutions in artificial urine for 5 to 7 weeks and stone masses were plotted against the experiment duration. Stone growth rate was calculated based on the surface area-dependent model proposed by Ananth and collaborators 107 . The results supported the growth rate to be positively correlated to the number of crystals in suspension around the growing stone at the expense of growth of individual Chapter .c. In vitro calcium oxalate crystallization methods 49 crystals. The authors concluded with aggregation of crystals from surrounding suspension to be the dominant mechanism for stone enlargement. Kassemi and collaborators developed an algorithm that coupled effects of transport-and surface-controlled kinetics at the surface of the crystal to depict CaOx growth model 109 . With surface-controlled reaction being dictated by the integration of ions in the kinks of CaOx crystal, they used the Damköhler dimensionless number, Da = surface reaction kinetics/transport rate, and the solution SS as criteria to describe the growth rate of CaOx crystal. At low Da and low SS, surface concentrations in Ca and Ox approached their bulk concentrations in solution. It led to growth rate likely limited by the surface reaction kinetics. At high Da and high SS, Ca and Ox surface concentrations shifted towards their equilibrium or saturation values and the growth rate tended to be limited by the transport through the medium. In any case, the authors observed that as the stone size increased, the reaction inevitably shifted towards a transportlimited growth.

Figure 28 .

 28 Figure 28. CaOx precipitation in presence of spatial gradients in Ca 2+ and Ox 2-ions: a) SEM images of COM aggregates formed in a well-stirred crystallizer (left) and COD crystals formed in the flow-driven system (right). Scale bars represent 5.0 µm; b) characterization of the CaOx precipitation pattern using Raman spectroscopy to determine the spatial distribution (left) and spectral (right) of COM (blue) and COD (red) crystals; c) phase diagram showing the CaOx precipitate pattern. Figure 28a is reproduced from Bohner et al. 110 and Figure 28b-c are adapted from Bohner et al. 111 with permission from RSC and AIP, respectively.

3 .

 3 The calcium phosphates in the field of biomineralization51 The hydroxyapatite: a calcium phosphate mineral of interest Kidney stone examination strongly suggests that stones originate in the nephron from the Randall's plaque, i.e. a hydroxyapatite deposit. Studies have been trying to explain the occurrence of Randall's plaque in the kidney along with its reactive role with respect to renal calculi. In the coming section, we will present the hydroxyapatite system in terms of the chemical structure and the strategies to obtain a biomimetic composite. Then, a review regarding the Randall's plaque characterization will be proposed. Finally, we will present relevant attempts to build up an in vitro model system of the Randall's plaque for the study of kidney stone formation.a.The calcium phosphates in the field of biomineralization i. Description of the calcium phosphate systems Calcium phosphate (CaP) minerals are materials containing Ca 2+ ions together with tetrahedral PO4 3-ions to form various crystalline phases (Table5) extensively studied in several fields of science. In food chemistry for example, calcium bioavailability from tricalcium phosphate (TCP) was investigated in case of a dairy-free diet 113 . Regarding biomineralization, the hydroxyapatite (Ca10(PO4)6(OH)2, HAp) has been also studied. HAp is a crystalline structure exhibiting mainly a hexagonal (Figure29a) and occasionally a monoclinic (Figure29b) symmetry (space groups P63/m and P21/b , respectively) 114 .
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 291 Figure 29. Representation of hydroxyapatite: hexagonal (a) and monoclinic (b) structures.As the main mineral constituent in bones and teeth, HAp has been under scrutiny for tissue engineering 115 or dentistry116 . Methodologies have been developed to obtain HAp under suitable structure and morphology for the fabrication of biomaterials. For instance, controlled crystallization was proposed to synthetize HAp powder either using calcium nitrate tetrahydrate

Figure 30 .

 30 Figure 30. Cationic and anionic substitutions for stoichiometric hydroxyapatite (hexagonal structure).

  formation of the Randall's plaque In 1937, Alexander Randall conducted the post-mortem examination of 429 pairs of kidneys and correlated the presence of kidney stones with the deposition of a CaP plaque on the renal papilla due to prior cellular lesions 125 . Nowadays known as the Randall's plaque (RP), chemical analysis showed that it was made of hydroxyapatite 126 or carbonated hydroxyapatite 127 .
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 311 Figure 31. Schematic illustration depicting the formation of the Randall's plaque: a) Possible mechanisms either at the basement of the loop of Henle (Type I deposit) or in the duct of Bellini (Type II deposits) from Tiselius 128 ; b) progression of the Randall's plaque in the distal renal papilla from Sherer et al. 129 . Top row, ions coalesce to form pre-clusters and calcified nanoparticles that agglomerate into higher ordered calcium phosphate phases (e.g. amorphous CaP) and eventually form full developed RP. Bottom row, the progression of interstitial mineral deposit is illustrated schematically (stage 1) to agglomerates surrounding tubules (stage 2) to advanced RP (stage 3) that emerge from the papillary tip. Figures reproduced with permission from Springer and Elsevier, respectively.Furthermore, RP was either located at the basement membranes of the thin loops of Henle 126 as scattered apatite (Type I deposits) or in the ducts of Bellini as tubular plugs 127 (Type II deposits). Tiselius proposed a model to account for the formation of Type I and Type II deposits 128 (Figure31a). In case of Type I deposits, CaP would be internalized in cells and dissolved for the release of calcium and phosphate ions. Afterwards, these ions would be excreted in the interstitial tissue to recrystallize at sufficient supersaturation with CaP. Kuo and collaborators hypothesized on the driving forces leading to Type I deposits130 . They suggested that the excretion of low urine volume, important calcium concentration and decreased pH raised higher coverage among stone formers compared to control subjects. Regarding Type II deposits, CaP particles that avoided internalization in the loop of Henle would form agglomerates large enough to be trapped in the narrow opening of the duct of Bellini (i.e. the most distal part of the collecting duct in Figure33a).Recently, Sherer and collaborators carried out a correlative microscopy study to describe the progressive formation of RP 129 . As shown in Figure31b, the results concluded with the preformation of interstitial calcified nanoparticles of CaP agglomerating into higher ordered aggregates that could eventually spread to dense interstitial RP near the tip of the papilla.Further morphological characterization enabled to discriminate RP as spheroidal units of 1.0 to 5.0 µm diameter (i.e. spherulites) closely associated with collagen fibers and membrane vesicles 131 (Figure32a), glycosaminoglycans 132 or even osteopontin and Tamm-Horsfall protein133 . Additionally, X-ray micro-diffraction (µXRD) analysis on human RP showed a

Figure 32 .

 32 Figure 32. Characterization of the Randall's plaque: a) Scanning electron microscopy images of (left) RP spherulites with fibers embedded inside (blue arrow) and (right) surface of internal layer of fused spherulites from Khan et al. 131 ; b) XRD patterns of extracted RP and kidney stone from Rouzière et al. 134 ; c) Whewellite (COM) stones with a Randall's plaque (white arrows) from Daudon et al. 124 . Figures reproduced with permission from Elsevier and AIP, respectively.ii.A growing site for calcium oxalate stones CaOx renal stones often exhibit a RP umbilication 124 (Figure32c) that strongly suggests a supporting role as nidus for CaOx stone formation. With this aim in mind, Evan and collaborators suggested a sequence of events leading to formation of human CaOx stones on RP133 . The loss of papillary epithelial integrity exposes RP to urine proteins (e.g. osteopontin and Tamm-Horsfall protein). These proteins, having affinity for apatite crystals, cover the plaque to form a new hybrid matrix. Driven by urine supersaturation for CaP species, amorphous apatite crystals form within the matrix layer onto which additional urine proteins continue to adsorb. Bursts of crystallization and coating periodically repeat over the tissue plaque to the point that crystallization overcomes the moderating effect of urine proteins towards the final formation of CaOx stones. Afterwards, further investigations enabled to detail the interface area between the RP and CaOx stones135,136 . Scanning electron microscopy depicted the organization at the mesoscopic scale of CaOx crystals entrapped in the carbonated apatite spherulites of RP 135 (Figure33b). Extensive examinations demonstrated that COM crystalline phase on RP was associated with hyperoxaluria while COD crystalline phase on RP was correlated to hypercalcuria 136 .

Figure 33 .

 33 Figure 33. Scanning electron microscopy images of a) Randall's plaque made of a mixing of tubules with calcified walls and of tubules obstructed by calcium phosphate plugs 127 and b) interface area between Randall's plaque and CaOx stones 135 . Figures reproduced with permission from Springer and ACS, respectively. Although recent advances have been achieved, unanswered questions still remain like what environmental factors may disturb the urine composition to promote Randall's plaque formation or what physicochemical mechanisms underlie CaOx crystallization on the plaque 137 ? Thereby, in vitro models would be of great interest to understand the multiscale interactions between the Randall's plaque and CaOx kidney stones.

in section 2 .

 2 c.ii) to induce thereafter the growth of CaOx crystals138 . In agar-agar gel matrix, CaP spherulites had a size up to 200 µm in diameter and were organized in a microcrystalline core surrounded by a radially oriented sheet-like shell (Figure34a-c). Later contribution discriminated the core as carbonated apatite while the shell consisted of octacalcium phosphate (OCP)112 . The passage of a supersaturated solution in calcium oxalate induced the heterogeneous growth of CaOx crystals predominantly around the CaP spherulites (Figure34d-f). Morphological examination demonstrated the growth of monoclinic prismatic COM crystals directly out of the sheet-like shell (Figure34f). Albeit uneasy to confirm, this observation raised the possible transition phase from CaP phase to CaOx phase and emphasized with the reactive role of CaP in the genesis of CaOx formation.

Figure 34 .

 34 Figure 34. SEM images of CaP spherulites generated using a FMCG system: images from a-c) stand for a mushroom-like whole spherulite with microcrystalline core and incomplete grown shell (a), fractured spherulite showing the radially oriented sheet-like shell (b) and detailed sheet-like shell (c); images from d-f) represent CaP spherulites overgrown with CaOx crystals. Figure is adapted from Achilles et al. 138 with permission from Springer.Amos and collaborators reported on the formation of multi-laminated CaP spherules via a Polymer-Induced Liquid-Precursor (PILP) process similar to the structure of Randall's plaque139 . A solution of NaH2PO4.H2O (12 mmol.L -1 ) was slowly added dropwise into an equal volume of Ca(CH3COO)2.H2O solution (12 mmol.L -1 ). Prior to the addition, different amount of poly-L-aspartic acid additives were added to the Ca 2+ containing solution. The synthesis is promoted the precipitation of liquid-like amorphous CaP in presence of additives for the formation of globules that later crystallized into spherulites. During crystallization, additives along with water were excluded from the material with yet some polymer becoming entrapped within it. X-ray diffraction analysis demonstrated that an increasing amount of polymer directed the crystallization of OCP with respect to HAp (Figure35a) and influenced the final morphology of the spherulites (Figure35b). Based on the similar structure of the multi-lamellar spherulites compared to RP, authors suggested that in vivo formation of the plaque occurred via a PILP route. They argued that various anionic proteins in the urinary environment (e.g. osteopontin) might associate with CaP to form the plaque. Although they did not carry out the overgrowth of CaOx crystals onto the spherulites, they remained confident with the supportive role of the material to induce CaOx heterogeneous crystallization. In a later contribution, the same research group improved the model system by integrating an organic matrix (i.e. Matrigel TM ) in order to mimic the tissue environment of the kidney 140 . Using the PILP process, they

Figure 35 .

 35 Figure 35. Influence of increasing amount of poly-L-aspartic acid on CaP crystalline phase (a) and spherules morphology (b). Figure is adapted from Amos et al. 139 with permission from Springer. The Randall's plaque, a hydroxyapatite (HAp) deposit at the loop of Henle or plug in the duct of Bellini, seems to act as a growing site for CaOx crystals. Its formation would be in final response of an excretion of low urine volume, important calcium concentration and decreased pH along with cellular internalization towards HAp entrapment 130 . As the second most abundant mineral phase in kidney stones, HAp has drawn attention among the community. In a recent contribution, Sherer and collaborators attempted to propose experimental evidences of the cascade of events towards the Randall's plaque formation 129 . On the other hand, few models in bulk exist regarding in vitro approach of the Randall's plaque with the most noticeable one being the utilization of Flow Model of Crystallization in Gel (FMCG) crystallizer

  supporting matrix. Albeit operating under continuous-flow, in vitro crystallizers such as MSMPR and FMCG systems lack to take into account the microscale environment and associated micro-flow encountered in the micro-tubular structures of the nephron. To address this issue, a microfluidic strategy (supported by the nephron-on-a-chip technology) appears as a promising approach. Current fabrication techniques alongside experimental setup enable to simulate the renal function for specific in vitro investigations. With that in mind, we propose to explore the crystallization of CaOx microcalcifications under continuous-flow in a microfluidic platform. At microscale similar to tubules in the nephron, such device allows to investigate features like the influence of hydrodynamics on crystal growth, phase and morphology, the screening of molecules of interest regarding modulation effect on crystallization, the role of a supporting matrix with respect to the CaOx formation and even the growth of CaOx crystals on deposits such HAp. As a result, we hope to contribute towards an in-depth understanding of in vitro CaOx crystallization. In collaboration with physicians, it would provide with further and valuable clues for kidney stone formation. (11) Johnston, I. D.; McCluskey, D. K.; Tan, C. K. L.; Tracey, M. C. Mechanical characterization of bulk Sylgard 184 for microfluidics and microengineering. Journal of Micromechanics and Microengineering 2014, 24 (3), 035017.

Figure 1 .

 1 Figure 1. Schematic illustration of the hydrodynamic parameters of interest in a pipe of total length L, diameter d and cross-section S. When a fluid is continuously injected at a given flow rate Q, the average fluid velocity u ̅, the Reynolds number R e and the Péclet number P e can be defined and calculated. The present scheme has illustrative purposes only. subject to the sum of external forces (herein absent), a convective term and a diffusing viscous term. From this equation, other hydrodynamic parameters can be defined. In a pipe, the Reynolds number R e (dimensionless) defines the fluid flow regime R e = u ̅ d ν = convection viscosity ( 2. 3 )

Figure 2 .

 2 Figure 2. Overview of the collecting duct-on-a-chip device: a) schematic illustration of one nephron, the functional unit of the kidney, with an emphasis on the collecting duct; b) light micrograph in top view of the 100 × 100 µm square section tubular micro-reactor casted in polydimethylsiloxane (PDMS) polymer.The "Y-shaped" structure exhibits two inlets and one outlet referred as Entrance 1, Entrance 2 and Exit respectively; c) image of the final microfluidic assembly and corresponding scheme showing from top to bottom a PDMS piece with the casted "Y-shaped" microchannel, a glass coverslip and sealing magnets.

Figure 3 .

 3 Figure 3. Illustrative description of the events leading to calcium oxalate (CaOx) crystallization in the tubular micro-reactor under co-laminar mixing of Ca 2+ and Ox 2-solutions: a) both solutions are injected at equal flow rates for two hours; b) a liquid-liquid interface separates Ca 2+ and Ox 2-ions; c) the interface is dynamic and enables diffusion of Ca 2+ and Ox 2-ions; d) it results in the appearance of a cone of diffusion due to concentration gradients; e) finally, CaOx crystals precipitate; f) optical image shows the resulting CaOx crystallization within the microfluidic device for QCa 2+ = QOx 2-= 1.0 µL.min -1 . Attention is drawn to the asymmetric shape of the cone of CaOx crystallization after two hours of co-laminar mixing in Ca 2+ and Ox 2-solutions.

Figure 4 .

 4 Figure 4. Scanning Electron Microscopy (SEM) image of CaOx crystal mixture resulting from the colaminar mixing of Ca 2+ and Ox 2-ions at equal flow rate of 1.0 µL.min -1 . The image is obtained after disassembling the collecting duct-on-a-chip device to enable visualization of the mixture of predominant COM and rare COD crystals that precipitated onto the glass coverslip. The present micrograph can be considered as representative of CaOx crystallization within the collecting duct-on-a-chip device.

Figure 5 .

 5 Figure 5. Magnified SEM images of isolated CaOx crystals resulting from the co-laminar mixing of Ca 2+ and Ox 2-ions. Images a)c) stand for calcium oxalate monohydrate (COM) under twins (a), prismatic (b) and "flower-like" morphologies. Images d)e) stand for calcium oxalate dihydrate (COD) crystals under flatted bipyramid (d) and elongated bipyramid (e) crystal habits. This observation was simply due to higher concentration in Ca 2+ ions ([Ca 2+ ](aq) = 12.0 mmol.L -1 ) present in the micro-reactor compared to Ox 2-ions ([Ox 2-](aq) = 0.4 mmol.L -1 ). If we consider the 1 st Fick's law of diffusion j i = -D i ∇c ( 2. 5 )

Figure 6 .

 6 Figure 6. Raman spectra for isolated COM and COD crystals. Left: 100 to 1800 cm -1 range. Right: 1300 and 1700 cm -1 range. All spectra were baseline corrected.COT), amorphous (CaC2O4•nH2O, ACO) or anhydrous (CaC2O4, COAnh) CaOx crystals. This observation supported the use of the collecting duct-on-a-chip platform to mimic CaOx kidney stone crystallization. Indeed, COT crystalline phase is almost never observed in kidney stones.

Figure 7 .

 7 Figure 7. Optical and electronic microscopies images of flatted bipyramid-shaped COD crystals collected at the end of the collecting duct-on-a-chip device in the reagents solution.in Ca 2+ ions was [Ca 2+ ](eq) = 11.5 ± 0.2 mmol.L -1 (measured with a HORIBA Ca 2+ selective electrode). Figure7shows that the reagents solution coming out of the collecting duct-on-a-

Figure 7

 7 shows that the reagents solution coming out of the collecting duct-on-achip device contained only flatted bipyramid-shaped COD crystals.We want to point out the consistency of the experimental observations compared to the previous contribution in our research group5 . To study CaOx crystallization, Laffite and collaborators utilized a mechanically sealed PDMS microfluidic chip and obtained majority of COM and occasional COD crystal mixtures at flow rate 1.0 µL.min -1 . Yet possible, retrieving CaOx precipitates might be difficult to handle preventing from in-depth characterization of CaOx crystals. Indeed, a magnetic PDMS micro-reactor presents noteworthy advantages with respect to a mechanically sealed PDMS microchip. The first and obvious one is the facile and rapid sealing/unsealing of the platform with magnets. It enables to retrieve easily the CaOx crystals. Furthermore, the same ion concentrations and flow rates led to comparable results regarding CaOx crystallization as supported by SEM imaging and Raman spectroscopy. Albeit the sealing method differed between the two microfluidic platforms, the collecting duct-on-a-chip device stands for a robust tool to investigate CaOx crystallization. Herein, we introduced our "proof-of-concept" of an engineered collecting duct-on-a-chip platform where CaOx crystallization can take place. Our platform allowed interfacial characterization using approaches such as SEM imaging or Raman spectroscopy. CaOx crystals were found exclusively under COM or COD crystalline phases, both CaOx hydrates exhibiting various morphologies. The robustness of CaOx crystallization inside the microreactor was tested with respect to sealing considerations. At same initial conditions (i.e. Ca2+ and Ox 2-ion concentrations and flow rates), CaOx crystallization occurred following the same pattern5 already observed in the literature. Chapter 2 1.b. The physicochemical strategy for calcium oxalate crystalluria 84 Nevertheless, it is important to confront the results with medical observations to conclude with the consistency of the microfluidic device to serve as a model system for idiopathic CaOx crystallization.

Figure 8 .

 8 Figure 8. In vitro CaOx crystallizers: a) CaOx co-precipitation by dropwise addition of Ca 2+ and Ox 2- aqueous solutions; b) continuous-flow system for the controlled growth of CaOx seed crystals. Figure reproduced from Bretherton et al. 14 with permission from Elsevier; c) continuous-flow operating microchannel aiming at mimicking the dimensions of one collecting duct of the nephron to induce CaOx crystallization 5 ; d) continuous-flow system for the growth of CaOx crystals in gel state from Achilles et al.15 with permission from Springer; e) circular cross-section chamber of 30 mm (capacity 5 mL) with observation chamber (a), solution inlet (b) and outlet (c), temperature monitor (d), seed injection syringe (e) and T-junction from DeLong et al.16 with permission from Elsevier.

Figure 9 .

 9 Figure 9. CaOx crystallization with respect to urinary concentrations in Ca 2+ and Ox 2-ions: a) CaOx crystals reported in urines of different stone formers. Images on top describe (left) CaOx crystal mixture of COM and COD crystals and (right) elongated COD crystal. At the bottom, the picture depicts large bipyramid COD crystals suggesting combined hyperoxaluria and hypercalciuria; b) influence of the molar ratio rCaOx = [Ca 2+ ](eq) / [Ox 2-](eq) on the crystalline phases of CaOx observed in urine samples. Figures are reproduced from Daudon et al. 8 with permission from Elsevier. rCaOx > 14. For 5 < rCaOx < 14, a crystal mixture of COM and COD crystals were identified in urine samples. With respect to Table 1, it could be tempting to define a molar ratio of rCaOx = 30 in the present work. It follows that CaOx crystallization in the collecting duct-on-achip device should lead to the favored formation of COD crystals. Yet, it is important to specify that rCaOx = 30 herein stands for a molar ratio prior to CaOx crystallization in the microfluidic platform. Consistent comparisons to the work of Daudon et al. would imply to redefine rCaOx after CaOx crystallization in the micro-reactor. To this end, means to measure [Ca 2+ ](eq) and [Ox 2-](eq) would enable to determine an effective molar ratio rCaOx at equilibrium with the CaOx crystals from the micro-reactor. Therefore, we want to notify the readers that we are aware of the reasoning limitations we are about to propose. Whether CaOx crystallization takes place inside the microchannel or within the continuous flow, the resulting CaOx crystalline phases and morphologies are influenced by the boundary conditions. Inside the microchannel, CaOx crystals precipitated in a mixture of COM and COD

  microchannel were only flatted bipyramid COD crystals. The sole identification of COD crystals in our highly simplified model of urine supported the finding of Daudon and collaborators8 . Nevertheless, Figure4indicated a different behavior inside the microchannel with respect to CaOx crystallization. Interestingly, COM crystals were clearly favored with respect to the concentration in Ca 2+ and Ox 2-ions. However, the authors only studied CaOx particles from the urine samples of stone formers. They did not directly investigate the relationship between the CaOx stones attached in the kidney and rCaOx. Therefore, we could not objectively compare the crystal mixture of COM and COD within the microchannel to the chemical conditions used in their work. Nonetheless, we can hypothesize on a favored crystalline phase in the collecting duct whether it happens at the tubular wall or in the tubular flow.

  Indeed, Daudon and collaborators correlated the occurrence of CaOx crystalline phases in urines of patients to the molar ratio rCaOx = [Ca 2+ ](eq) / [Ox 2-](eq) (i.e. urinary concentration in free Ca2+ and Ox 2-ions). They observed that COM crystals in urines of stone formers were associated to rCaOx < 5 while COD crystals were associated to rCaOx > 14. However, we wanted to point out that their study only accounted for the CaOx stones observed in urines. No similar correlative study was conducted regarding CaOx stones attached in the nephron. It is probably due to invasive procedures the patients should have to undergo (e.g. surgery). From this point of view, our collecting duct-on-a-chip stood for a valuable platform since it enabled to study CaOx crystallization either in the tubular flow or inside the micro-reactor. With the proper tools of investigation, similar correlations could be made to associate CaOx crystalline phase to Ca 2+

  i. Homogeneous vs. heterogeneous crystallization of CaOx hydratesAs introduced in section 1.a.i, a flowing fluid is characterized by specific hydrodynamic parameters such as the fluid velocity, the Reynolds and the Péclet numbers. Therefore, in a collecting duct, where urine flows at ≈ 10.0 nL.min-1 , we cannot expect to observe the same fluid behavior as in a microchannel operating at 1.0 µL.min-1 . CaOx crystallization should be conducted in the micro-device at lower flow rates to match the flow conditions encountered in a single collecting duct. In total, two different flow conditions, i.e. 1.00 and 0.10 µL.min -1 , were investigated experimentally and numerically. To anticipate on section 2.a.ii, we want to notify that we attempted to conduct CaOx crystallization at an ultra-low flow rate (i.e. 0.01 µL.min-1 ).

  i.e. Re ≪ 1, while Pe decreased with the flow rate. Again, Pe describes the capacity of a molecule to be transported along the microchannel by convection compared with its perpendicular diffusion due to a concentration gradient (Figures3b, 3cin section 1.b.i, respectively). Low Pe indicated the gradual take-over of the inter-diffusion of Ca 2+ and Ox 2-ions along the liquid-liquid interface compared to their respective convection. The molecular mixing of reagents was likely to take place "sooner" in the microchannel, i.e. spatially closer to the first contact zone between Ca 2+ and Ox 2-solutions.Alike section 1.b.i, CaOx crystallization was investigated according to the flow rate using the collecting duct-on-a-chip platform. Regardless of the flow condition, the initial chemical conditions remained unchanged (see Table1in section 1.b.i). Hence, calcium and oxalate solutions were initially at [Ca 2+ ](aq) = 12.0 mmol.L -1 and [Ox 2-](aq) = 0.40 mmol.L -1 , respectively.Due to a decrease in flow rate, i.e. decrease in average flow velocity u ̅, the experiment time had to be adapted to study CaOx crystallization in the micro-reactor. Arbitrary, we set the complete experiment duration at 2 hours, 2.5 hours and 16 hours for each flow rate condition (i.e. 1.00, 0.10 and 0.01 µL.min -1 , respectively). As said previously, we have not been successful in carrying out CaOx crystallization at Q = 0.01 µL.min -1 . Nevertheless, the experimental investigations are still in progress to complete the present study.

Figure 10 .

 10 Figure 10. CaOx crystallization under co-laminar mixing of Ca 2+ and Ox 2-aqueous solutions at 1.00 and 0.10 µL.min -1 . Figures 10a-b) precipitation of CaOx crystals in the collecting duct-on-a-chip device after the complete experiment duration for each flow rate; Figures10c-d) COD crystals collected at the exit of the microchannel for each flow condition.

Figure 11 .

 11 Figure 11. SEM images of CaOx crystallization in mixture of COM and COD crystals inside the microfluidic device at 1.00 µL.min -1 (a) and 0.10 µL.min -1 (b).To ease identification, some flatted bipyramid COD crystals are colored in red "false-color". Additionally, SEM images are taken at the same position in the channel (≈ 300 µm away from "Y-junction").

  Figures 11a-c), the overall size of CaOx crystals decreased (see lCaOx in Table3) and the

Figure 12 .

 12 Figure 12. Carbonate-silica co-precipitation patterns 22 : (A) to (D) SEM images of the (A) vase-like, (B) petal-like, (C) coral-like and (D) helical microstructures; (E) growth of coral-like structures in a microfluidic reactor monitored in three distinct regions noted 1 in orange, 2 in green and 3 in purple, respectively; (G) projected circular area of growing corals as a function of time and the region (1, 2 or 3, respectively). Images are adapted with permission from the American Association for the Advancement of Science. occurrence of COD crystals increased (in red in Figure 11). Nonetheless, COM crystals still stood for the dominant crystalline phase regardless of the flow condition. The global decrease in crystal size could be explained by less amount of substance in reagents transported during the complete experiment duration (Table4). Furthermore, the increasing occurrence of COD crystals became more and more consistent with the effect of [Ca 2+ ] / [Ox 2-] ≫ 1. An enhanced inter-diffusion of Ca 2+ and Ox 2-ions, i.e. low Pe value, favored the formation of the expected COD crystals with respect to the initial chemical conditions.

2 2 2 2

 22 et al. explained it due to the limited diffusion of CO2 Chapter .a. The effect of the hydrodynamics 93 at the precipitation front with Ba 2+ ions. Zeng et al. went further by studying the formation of calcium carbonate CaCO3 in laminar microfluidics 23 . In a "Y-shaped" microfluidic device, they induced CaCO3 crystallization under co-laminar mixing of equimolar solutions of CaCl2 and Na2CO3 injected at equal flow rates. They assessed the transient formation of amorphous CaCO3 (ACC) prior to its transformation into crystalline CaCO3 through dissolutionrecrystallization mechanisms. They correlated it to the establishment in the channel of an asymmetric supersaturation ratio in Ca 2+ and CO3 2-ions. Mass transfer was diffusion-controlled and influenced the reaction phenomenon at the contact interface between the two fluids. ACC formed in the side where CO3 2-ions were delivered whereas crystalline CaCO3 crystals formed in the side of Ca 2+ ions delivery. The growth of crystalline CaCO3 caused the decrease in Ca 2+ and CO3 2-ions (i.e. decrease in supersaturation ratio), which were maintained by way of dissolution of ACC. Consecutively, it resulted in the promoted growth of CaCO3. Therefore, Zeng and collaborators demonstrated as well that diffusion-controlled phenomena occurring in laminar microfluidics played a key role in directing the crystallization reaction. In our study, the flow conditions limited the diffusion at the mixing interface. Thereby, an important flow rate (high Pe value) favored the transport of ions by convection in the flow direction rather than by diffusion. Nonetheless, Ca 2+ and Ox 2-ions at the liquid-liquid interface can induced the heterogeneous nucleation of CaOx nuclei onto the coverslip surface. Because it is the thermodynamically stable phase, we could assume that COM nuclei would first form at high Pe although mixing was on progress. On the other hand, a decrease in flow rate facilitated Ca 2+ and Ox 2-ions at the fluids contact interface. Enhanced diffusion resulted in "proper" mixing, towards heterogeneous nucleation of COD nuclei accordingly to [Ca 2+ ] / [Ox 2-] ≫ 1. Consequently, this suggested the role of the flow rate in favoring one crystalline phase rather than another.To summarize partially, the flow condition does not seem to alter the formation of COD crystals solely in the continuous reagents solution. Indeed, all exiting crystals correspond to COD crystals. On the other hand, the decrease in the flow rate influences CaOx crystallization on the supportive glass coverslip. In Figure11in section 1.b.i, preliminary results showed that CaOx crystallization occurred with the dominant occurrence of COM and the rare formation of COD crsytals onto the glass substrate. In the micro-reactor, a decrease in flow rate induces a decrease in Pe. It means that Ca 2+ and Ox 2-diffusion at the co-precipitation front is the dominant phenomenon compared to the convection. In turn, Ca 2+ and Ox 2-mixing is "properly" achieved and ultimately enhances the incidence of COD crystals with respect to CaOx crystallization. Therefore, the formation of COM and/or COD crystals is probably limited by diffusion phenomena at the co-laminar front of reagents regardless of the chemical conditions. Chapter .a. The effect of the hydrodynamics 94 ii.The evolution of concentration gradients in Ca 2+ (aq) and Ox 2-(aq) ions
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 2 , for each flow condition (Figures13a, 13d, 13g for Q = 1.00 µL.min-1 , Figures13b, 13e, 13h for Q = 0.10 µL.min-1 and Figures13c, 13f, 13i for Q = 0.01 µL.min-1 ). At this point, we want to remind that the slowest flow rate, i.e. Q = 0.01 µL.min-1 , was aimed to be experimentally investigated and the work is still in progress. The objective of the numerical approach was to establish a relationship between CaOx crystallization and the state of mixing in Ca 2+ and Ox2- ions (in fine the supersaturation) in the microchannel. The concentration distribution of Ca 2+

) using the following definition 24

 24 of Ox 2-and Ca 2+ ions at equilibrium, respectively (i.e. the solubility at 25°C about 3.1 × 10 -2 mmol.L -1 )25 .

Figure 13 .

 13 Figure 13. Numerical simulations of the convection and diffusion phenomena occurring in the microdevice at equilibrium for all flow rates of interest. The incompressible Navier-Stokes equation is solved in steady-state condition at 25°C. Results are displayed for the concentration distribution of Ca 2+ species (Figure 13a-c) and Ox 2-species (Figure 13d-f) in the microchannel as a function of the molecular flow rate. For Figure13a-f), the concentration gradient of the species under scrutiny is showed as a color gradient from blue (0) to red (maximal concentration). Figure13g-i) supersaturation (SS) distribution profile during mixing in the microchannel at equal flow rates for Ca 2+ and Ox 2-species at different distances from the channel "Y-junction" (distances from junction are given in Figure13i).

2 2

 2 (maximal to intermediate to zero concentration).Along the microchannel, the concentration gradients in Ca 2+ and Ox 2-ions transversally spread into the shape of a cone. The corresponding diffusion cones widened and shifted closer to the "Y-junction" as the flow rate, i.e. Pe, decreased. A low Pe value induced the slow convection of both Ca 2+ and Ox 2-species in the microchannel, favoring the transversal diffusion. From the concentration distributions of Ca 2+ (Figures13a-c) and Ox 2-(Figures13d-f), the influence of the flow rate (and ultimately Pe) on the molecular mixing could be deduced (Figures13g-i). In the 100 × 100 µm square section plane of the microchannel, the ion product of concentrations Chapter .a. The effect of the hydrodynamics 96 was simulated at different distances away from the junction for 1.00, 0.10 and 0.01 µL.min-1 

Figure 14 .

 14 Figure 14. In situ monitoring of CaOx crystal growth as a function of time: a) illustrative scheme of the collecting duct-on-a-chip device adapted under a light microscope for monitoring CaOx crystal growth at continuous-flow condition; b) set of images depicting the growth of CaOx crystals within the microreactor at different times (magnification 400×). In the present example, crystallization is monitored at a distance of 300 µm from the microchannel "Y-junction" for a molecular flow rate of QCa 2+ = QOx 2-= 1.0 µL.min -1 .

Figure 15 .

 15 Figure 15. Enlargement of CaOx stones in a continuous-flow MSMPR crystallizer from Ananth et al. 29 with permission from John Wiley and Sons. Picture in (a) stands for representative examples of CaOx stones grown in vitro (upper three images) and example of three fragments used as initial core (lower). Graph in (b) presents in vitro growth curves for eight fragments of human calculi. Finally, graphs in (c) are illustrations of the curve shapes of the three growth mechanisms under scrutiny.

  Da and low SS, surface concentrations of Ca2+ and Ox 2-approached their concentrations in solution. In response, the growth rate was likely limited by the surface reaction kinetics. At high Da and high SS, Ca 2+ and Ox 2-surface concentrations shifted towards their equilibrium values. Thereby, the growth rate appeared to be limited by the transport of electrolytes. In any case, the increase in CaOx stone size vs. time shifted the growth reaction mechanism inevitably towards a transport-limited growth. Worth mentioning, the CaOx growth models throughout the different studies are consistent when accounting for CaOx crystals with a spherical geometry. One must bear this significant detail in mind when discussing the following experimental results.

Figure 16 .

 16 Figure 16. Time evolution of the axial growth of (100) crystallographic face for monoclinic prismatic COM crystal. Schematic illustration of a model COM crystal shows the (100) crystallographic face under scrutiny. Blue markers stand for the experimental data points monitored with respect to the flow conditions. Black lines (solid and dashed) are fitting models to describe the growth kinetics of COM crystals. The time t' = t -t0 stands for a translated time between the induction time t0 and the time t when the measurement is made.
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Figure 17 .

 17 The surface state examination of the COM crystal showed the emergence of stratifications as the flow decreased. We assumed that these uneven planes exposed the sites where Ca 2+ and Ox 2-ions insert to enlarge the CaOx crystal. As the flow decreased, insertion within the crystal matrix was delayed due to the limited transport of Ca 2+ and Ox 2-ions from the solution.

Figure 17 .

 17 Figure 17. SEM images of the surface state of COM crystals against the flow condition. The flow rate decreases from a) to b) and account for 1.0 and 0.1 µL.min -1 , respectively.

  to the concentration gradients and, in fine, the state of mixing. A model considering the chemical reactions of CaOx crystals in the state of continuous-flow, i.e. under non-equilibrium conditions, would be useful on two points. First, it would consolidate the understanding of the experimental findings. Then, it could help predicting the outcomes of future experiments. The creation of such model has been made possible in partnership with Pr. Ágota Tόth and Pr.Dezső Horváth from the University of Szeged in Hungary. The in-house code they have developed gives insights regarding CaOx crystallization under microfluidic confinement. The methodology used is presented hereafter for further understanding of the numerical approach.In the modeling study, two miscible liquids were pumped into the microfluidic device. The laminar flow was governed by the Navier-Stokes equation for incompressible fluids as described in ( 2. 2 ) section 1.a.i. The density was defined as a linear function of the chemical composition

Figure 18b .

 18b In turn, precipitation took place to the oxalate-side as revealed by the concentration distribution of the by-product NaCl in Figure 18c (see equation ( 2. 13 )). While the simulations carried out in section 2.a.ii informed on the state of SS in the microchannel, the present results supported the reaction of precipitation in response to the mixing in Ca 2+ and Ox 2 -ions. Furthermore, they supported the experimental observations regarding the asymmetric formation of CaOx particles in the reactor. The emergence of CaOx particles began on the side where oxalate was injected to later spread to the entire width of the channel primary due to calcium chloride being in large excess.

Figure 18 .

 18 Figure 18. Concentration distribution calculated in case of sodium oxalate being the limiting reagent: a) concentration distribution for calcium chloride; b) concentration distribution for sodium oxalate; c) concentration distribution of soluble product sodium chloride acting as an indirect tracker regarding calcium oxalate reactivity; d) 3-D illustration of the microfluidic device with oriented axes.

Figure 19 .

 19 Figure 19. Time evolution of the amount of CaOx particles and corresponding propagation in the channel for the case scenario of sodium oxalate being the limiting reagent. Herein, time stands for the time increment to run the simulations. X-axis stands for the position along the flow-direction, Y-axis the transversal position and Z-axis represents the position from the channel's top to bottom.

Figure 20 .Figure 19 ,

 2019 Figure 20. Size distribution of CaOx particles tracked at different positions in the micro-reactor for specific time intervals: a) CaOx particles exiting the microchannel at a time interval from 45 sec until 60 sec; b) CaOx particles that have settled down due to increase in density at 60 sec.Moreover, it was possible to give an estimate of the amount of particles that formed in the microchannel against simulation time and the z-position (Figure19). Worth mentioning, the z-axis stands for the microchannel depth with z = 0 µm and z = -100 µm representing the top and bottom of the channel, respectively. Prior to any further discussion, we raise awareness on the model of reaction regarding CaOx particles. Herein, the reaction is triggered through homogeneous nucleation in solution. Consequently, the cascade of events leading to CaOx particles stands for one possible route with respect to crystallization in the micro-reactor. As shown in Figure19, CaOx particles propagated and accumulated along the flow-direction against simulation time. This observation was in accordance with the previous Figure18c.

Figure 21 .

 21 Figure 21. Tracking of individual CaOx particles in the channel: a) position of settled CaOx particles in a limited volume of the reactor. X-axis stands for the position along the flow-direction while Y-axis locates the particles at different positions away from the edge of the channel Y = -50 µm; b) growth against simulation time of the CaOx particles in Figure 21a. one is bound to the time it takes to run the calculations. Thereby, compromises have to be made to depict a faithful model to reality and, in consequence, the result interpretations shall be handled carefully. Interestingly, it was possible to track the position of CaOx particles after settling in response to the flow-condition (i.e. on the XY plane). Pr. Tόth and Pr. Horváth showed that calcium chloride being denser, it tended to advance to the bottom of the channel and created a reverse flow on the top fluid-layer due to continuity. The transverse flow resulted in the accumulation of solid particles close to the edge (i.e. at Y = -50 µm in Figure 21a). Once settled, the particles continued to grow as shown in Figure 21b. However, the growth rate of particles did not solely depend on the solution SS but on the occupancy of a local site. For individual particles, e.g. black and red ones in Figure 21a, the corresponding growth rate scaled d ∝ t 1/3 in Figure 21b.

Figure 7 ( 3 .

 73 Figure 7 (section 1.b.i). At the bottom of the channel, the scattered size distribution of particles (Figure 20b) agreed with the various sizes of CaOx crystals observed after experimentations (Table3in section 2.a.i). Noteworthy, the difference in size range was attributed to the

  the origin of kidney stone formation Kidney stones are known to exhibit a heterogeneous chemical composition. While CaOx crystals stand for ≈ 70% of the kidney stones, calcium phosphate (CaP) components represent ≈ 14% of the stones 1 . Interestingly, CaOx-based kidney stones often exhibit a CaP umbilication at their surfaces 2 as shown in Figure 1a. This deposit is known as the Randall's plaque (RP), after Alexander Randall who correlated the occurrence of kidney stones with CaP plaques on the renal papilla due to prior cellular lesion 3 . Nowadays, it is commonly assumed that CaOx stones can grow from such RP precipitates. Nonetheless, the mechanisms behind this overgrowth have remained an open question. Studies regarding the interface between CaOx stones and RP have provided with structural indications to support for the role of RP as nidus with respect to stone crystallization 4-7 . Evan and collaborators suggested a sequence of events responsible for the formation of CaOx stones on RP 4 . Briefly, the loss of papillary epithelial integrity exposes RP to urine protein such as osteopontin or Tamm-Horsfall protein. Worth mentioning, these two proteins are known to have preventive effect against CaOx stone formation 8,9 . Due to a high affinity to the deposit, the proteins cover the plaque to form a new hybrid matrix. Thereafter, the urine supersaturation in CaP species drives the formation of amorphous CaP within the matrix. Afterwards, bursts of crystallization and coating periodically repeat over the tissue plaque up to the point that crystallization overcomes the moderating effect of urine proteins regarding the formation of CaOx stones. As shown in Figure 1b, Scanning Electron Microscopy images (SEM) detail the organization of RP in spherulites with

Figure 1 .

 1 Figure 1. Relationship between Randall's plaque and CaOx kidney stones: a) CaOx monohydrate (COM) stones exhibiting a Randall's plaque deposit (white arrows) 2 ; b) image of the interface area between Randall's plaque and COM stones 5 . Images reproduced with permission from AIP and ACS, respectively.

Figure 2 .

 2 Figure 2. Characterization of the Randall's plaque: a) set of images showing the mixing of tubules with calcified walls (white arrow) or obstructed by calcium phosphate plugs (black arrow) 12 ; b) Randall's plaque spherulites with fibers embedded inside (blue arrow in left image) and surface of internal layer of fused spherulites (right) 15 ; c) XRD patterns of extracted Randall's plaques and kidney stones 17 . Figures are reproduced with permission from Springer and Elsevier, respectively.

Figure 2c .

 2c Figure 2c. The patterns exhibit diffraction peaks at 2θ = 26° (sharp) and between 30° < 2θ < 45° (broad), which match with poorly crystalline HAp nanoparticles.

Figure 3 .

 3 Figure 3. Crystal structure of a stoichiometric hydroxyapatite (hexagonal symmetry) with available sites for anionic (A and B sites) and cationic substitutions.

  spherulites showed a size up to 200 µm in diameter. Furthermore, they exhibited a core (Figure4b-2) of carbonated apatite surrounded by a shell (Figure4b-3) of octacalcium phosphate (Ca8H2(PO4)6•5H2O, OCP). Subsequent overgrowth of CaOx crystals on CaP was conducted for 4 -8 hours with NaCl (200 mmol.L -1 ), CaCl2 (2.0 mmol.L -1 ), Na2C2O4 (0.3 mmol.L -1 ) and n-morpholino-ethanesulphonic acid (MES, 10 mmol.L -1 , pH 6.0). It induced the heterogeneous growth of COM crystals directly out of the sheet-like shell (Figure4c).

Figure 4 .

 4 Figure 4. Formation of urinary stones in vitro using a FMCG crystallizer 21 : a) illustrative description of the in vitro crystallizer; b) CaP spherulites organized in a microcrystalline core and radially oriented sheet-like shell; c) subsequent overgrowth of CaOx crystals from the core-shell spherulites. Images are reproduced with permission from Springer.

Figure 5 .

 5 Figure 5. Investigation of the reactive role of stoichiometric hydroxyapatite regarding CaOx crystallization 26 : a) XRD patterns of nanoparticles of ≈ HAp vs. heat treatment; b) surface state of hydroxyapatite after pelleting; c) overgrowth of COM crystals at the surface of HAp platelets after partial dissolution of HAp in oxalate solution at [Ox 2-] = 10 mmol.L -1 (pH 3.7). Images are reproduced with kind permission from César Leroy.

Figure 6 .

 6 Figure 6. Towards the implementation of a CaP mineral in the collecting duct-on-a-chip device to investigate CaOx crystallization from a RP-like model: a) illustrative scheme of CaP precipitation from co-laminar mixing of Ca(NO3)2 and (NH4)2HPO4; b) SEM image of the CaP layer onto the glass coverslip; c) magnified SEM image to support the organization in spherulites; d) Energy-dispersive X-ray analysis of CaP layer; e) Raman spectrum of the CaP spherulites with in black the peaks assigned to HAp and in blue, some unassigned peaks.

Chapter 3 1

 3 .b. Towards an in vitro and biomimetic strategy 129To this end, we propose a "two-step" protocol. First, the glass coverslip of the collecting ducton-a-chip device (depicted in Chapter 2) will be modified with an apatitic layer. Then, the modified substrate will seal the microfluidic platform to act as an in vitro model of RP.b.Towards an in vitro and biomimetic strategy i. Crystallization of a biomimetic hydroxyapatite in Simulated Body Fluid solution An in vitro and mimetic HAp has a great potential for the fabrication of biomaterials, e.g. HAp with close structure and morphology to bones for orthopedics. The utilization of an acellular Simulated Body Fluid (SBF) solution at ion concentrations, pH and temperature almost equal

Figure 7 .

 7 Figure 7. Overview of the Simulated Body Fluid (SBF) strategy developed by Kokubo and collaborators to induce the formation of carbonated HAp on various substrates 32,33 : a) XRD patterns of an apatitewollastonite glass-ceramic soaked in SBF for 7 days against pH; b) SEM image of HAp formed on the glass-ceramic substrate after 7 days in SBF solution at pH 7.25; c) set of SEM images of poly-ether sulfone substrates placed on CaO-SiO2 particles in SBF for 4 different periods followed by consecutive soaking in 1.5 SBF for 6 days. Figures are adapted with permission from John Wiley and Sons and Elsevier, respectively.

Figure 8 .

 8 Figure 8. Illustrative description of the synthesis protocol to obtain a HAp layer mimicking a biological apatite using the SBF strategy. The protocol is adapted from Liu et al. 34 : a) oxidation of the glass substrate in piranha solution for one hour; b) CaP nucleation on the surface from a mixture of CaCl2 and K2HPO4 solutions; c) HAp coating onto the glass substrate into 1.5 SBF solution buffered at pH 7.4 with Tris-HCl buffer at 37°C; d) coatings after 18 hours and 5 days soaking in 1.5 SBF solution.

Figure 9 .Table 3 .

 93 Figure 9. Time evolution of the surface of the glass coverslip using the SBF strategy: a) bare glass coverslip; b) after CaP nucleation from a mixture of CaCl2 and K2HPO4 solutions; next images stand for glass substrate soaked for c) 5 hours, d) 10 hours, e) 18 hours and f) 5 days in 1.5 SBF solution buffered at pH 7.4 with Tris-HCl buffer at 37°C. Table 3. Ca/P ratio of the HAp layers throughout the synthesis protocol in 1.5 SBF solution based on EDS analysis. Noteworthy, time in 1.5 SBF at 0 stands for CaP nucleation of the glass coverslip from a mixture of calcium chloride (CaCl2) and potassium phosphate dibasic (K2HPO4). Time in 1.5 SBF 0 5 hours 10 hours 18 hours 5 days

Figure 10 .

 10 Figure 10. Magnified SEM images to depict the morphological organization of the deposited HAp layer after CaP nucleation (a), 5 hours (b), 10 hours (c) and 18 hours (d) soaking in 1.5 SBF solution buffered at pH 7.4 with Tris-HCl buffer at 37°C.

Figure 11 .

 11 Figure 11. Surface characterization of HAp deposit on glass coverslip after immersion in 1.5 SBF solution: a) XRD patterns vs. time of apatitic layer (amorphous pattern from glass substrate has been removed). Reference pattern for HAp JCPDS 00-009-0432. (*) peaks correspond to the diffraction peaks of NaCl; b) Raman spectra showing the presence of the apatitic structure 29,35 (baselines corrected).

18 hours.

  Alike the contribution from our research group, the reactive role of the RP-like model to trigger CaOx crystallization was studied. Thereby, a piece of ≈ 0.5 × 0.5 cm² of the RP-like substrate was soaked in an oxalate solution (pH 7.36) in total absence of any additional source of Ca 2+ ions for one week. For batch crystallization, two concentrations in Ox 2-ions were under scrutiny, i.e. [Ox 2-](aq) = 0.40 mmol.L -1 and [Ox 2-](aq) = 100 mmol.L -1 , respectively.

Figure 12 .

 12 Figure 12. SEM images of the "heterogeneous" overgrowth of CaOx crystals from the RP-like substrate in batch crystallization for one week. The panel of images stands for after immersion in oxalate solution at [Ox 2-](aq) = 0.40 mmol.L -1 (Figures12a-c) and at [Ox 2-](aq) = 100 mmol.L -1 (Figures12d-f).

Fig. 1

 1 Fig.1 Schematic overview of the experimental protocol: (a) glass substrate treated in a 1:1 mixture of H2SO4 96% and H2O2 (30 % wt); (b) CaP nucleation induced from mixture of CaCl2 and K2HPO4; (c) HAp coating onto the glass substrate for 18 hours at 37°C into 1.5 SBF solution buffered at pH 7.4 with 10 mM Tris-HCl; (d) microfluidic setup assembled with flow injected oxalates.

Fig. 3

 3 Fig. 3 SEM images of apatitic layer corresponding to the coating in "1.5 SBF" solution and exposed to 15 min continuous flow of Ox 2-(aq) at 0.1 mol.L -1 : (a) CaOx random crystallization onto the apatitic layer (white arrows); (b) magnified spots of previous image showing COM crystals embedded in the apatitic microspherules.

Figure S1 .Figure S2 .

 S1S2 Figure S1. Quantification of Ca/P ratio of the apatitic layer onto the glass substrate vs time of coating in "1.5 SBF" solution from Energy Dispersive X-rays (EDS) analyses: SEM images (top) with corresponding EDS spectra (bottom).

Figure S3 .

 S3 Figure S3. Raman spectra of (a) reference COM crystal (squared markers) and (b) apatitic layer (rounded markers) exposed to 15 min continuous flow of [Ox 2-](aq) = 0.1 mol.L -1 showing the presence of COM crystal. All spectra are baseline corrected.

  2-ions induced local dissolution of the apatitic layer, associated to local zones of supersaturation in Ca 2+ (RP) and Ox 2-ions towards [Ca 2+ ](RP) × [Ox 2-](aq) ≥ Ksp(CaOx). Interestingly, CaOx crystals derived from the dissolution-recrystallization process of RP-like substrate were fully consistent with the COM crystals observed in vivo under hyperoxaluria condition. Furthermore, the growing interface between HAp spherulites and COM crystals could be studied to inform on the organization between in vivo RP and CaOx kidney stone. Our first results are conclusive and room remains for improvements. A preliminary study is proposed to lower the Ox 2- concentration towards physio-pathological conditions. Furthermore, it is worth keeping in mind that in vivo Randall's plaque is strongly associated to the proteins (e.g. collagen) of the renal extra-cellular matrix (ECM). Therefore, the possible influence of such organic species cannot be neglected regarding CaOx stone formation. Likewise the development of the in vitro RPlike substrate, it would be interesting to think of an in vitro ECM model system associated to the collecting duct-on-a-chip device. Back to the RP-like model system, CaOx crystals growth depends on the dissolution-recrystallization of the apatitic layer. Therefore, investigating the influence of the apatitic layer's dissolution rate on CaOx crystallization is of prime importance.b.The dissolution rate of the Randall's plaque-like model regarding calcium oxalate crystallization i. The pH sensitivity of substituted hydroxyapatiteIn response to the selective re-absorption and exchange of ions, the urine flowing through the nephron undergoes changes in urinary pH37 . From initial pH 7.4, the pH value decreases first in the proximal tubule (pH 6.7 -6.8), then increases again in the descending limb of the loop of Henle (pH 7.2) to reach finally pH 5.6 -6.0 at the end of the collecting ducts (see Chapter 1 section 1.a.i for further description of the mentioned structures). Nevertheless, renal failure might occur and alter the normal pH ranges in the nephron. Interestingly, several studies showed the pH sensitivity of different HAp materials with respect to their dissolution behavior in solution. For example, Ducheyne and collaborators demonstrated a higher solubility when measuring the concentration in free Ca 2+ ions in solution at pH 7.3 of Ca-deficient (4.80 ppm) compared to stoichiometric (1.88 ppm) HAp 38 .

Figure 13 .

 13 Figure 13. SEM images at two distinct magnifications of apatitic layer after subsequent exposure to a HCl solution at pH 4.5 for one week.

pH 4 . 5

 45 in total absence of external sources of Ca 2+ ions for one week. Again, two concentrations in Ox 2-ions were studied, i.e. [Ox 2-]pH 4.5 = 0.40 mmol.L -1 and [Ox 2-]pH 4.5 = 100 mmol.L -1 , respectively. After one week soaking in oxalate solution, we assessed the emergence of new crystals apart from the HAp spherulites either at [Ox 2-]pH 4.5 = 0.40 mmol.L -1 (Figures 14a-b) or at [Ox 2-]pH 4.5 = 100 mmol.L -1 (Figures

Figure 14 .

 14 Figure 14. SEM images of CaOx crystals growth from the RP-like substrate in batch crystallization for one week at pH 4.5. The panel of images stands for after immersion in oxalate solution at [Ox 2-]pH 4.5 = 0.40 mmol.L -1 (Figures 14a-b) and at [Ox 2-]pH 4.5 = 100 mmol.L -1 (Figures 14c-d). Red "false-color" indicates the presence of bipyramid COD crystals.aggregates. The inability to easily spot these aggregates using Raman spectroscopy limits their phase identification. Yet, we can suspect either a phase transformation from Ca-deficient HAp to another CaP mineral or the formation of CaOx crystals. At [Ox 2-]pH 4.5 = 100 mmol.L -1

  -1 is associated to an average fluid velocity of u ̅ = 3.33 × 10 3 µm.s -1 , a Reynolds number of Re = 0.37 and a Péclet number of Pe = 374 (see Chapter 2 section 1.a.i for definitions). The corresponding results are presented in Figures 15 and 16 for oxalate solution at [Ox 2-]pH 4.5 = 0.40 mmol.L -1 and [Ox 2-]pH 4.5 = 100 mmol.L -1 , respectively.

Figure 15 .

 15 Figure 15. Series of SEM images depicting the RP-like substrate after consecutive exposure to continuous flow of oxalate solution at [Ox 2-]pH 4.5 = 0.40 mmol.L -1 in the collecting duct-on-a-chip device (Qtot = 2.0 µL.min -1 for one hour). Blue color in Figure 15a shows the respective locations of Figures 15b-d.oxalate solution. The spherulites lost their pincushion-like morphology and exhibited smoother surface state. We conclude on the lowest concentration in Ox 2-ions to be insufficient under microfluidic conditions for CaOx crystals growth. This finding contrasted with the batch crystallization's results under acidic conditions (Figure14). One hypothesis relies on a too limited exposure time of the RP-like substrate to the flowing oxalate solution. Indeed, we arbitrary set the contact time between the solution and the substrate to one hour. Since we assessed a morphological change with respect to the spherulites, we could suggest that a longer exposure might trigger CaOx crystallization. This would agree with Sethmann and collaborators28 who induced COM crystal precipitation when soaking in batch a bone substrate for three days in oxalate solution at [Ox 2-]pH 4.5 = 0.50 mmol.L -1 .The RP-modified collecting duct-on-a-chip device presents more conclusive results when operating at [Ox 2-]pH 4.5 = 100 mmol.L -1 (Figure16). Noteworthy, the series of images detail the same RP-like substrate after continuous perfusion of oxalate solution for 15 min but at two different locations in the microchannel, i.e. Figures16a-cvs. Figures 16d-f. At such higher concentration in Ox 2-ions, the short perfusion time enabled heterogeneous CaOx crystallization derived from the apatitic substrate. Therefore, the acidic pH combined with [Ox 2-]pH 4.5 = 100 mmol.L -1 enabled the release of substantial amount of Ca 2+ (RP) such as [Ca 2+ ](RP) × [Ox 2-]pH 4.5 ≥ Ksp(CaOx). Alike batch crystallization at similar concentration in Ox 2-ions (Figures 14c-d), we observed the occasional presence of COD crystals over-expressing the

Figure 16 .

 16 Figure 16. Set of SEM images depicting two distinct zones of the RP-like substrate after consecutive exposure to continuous flow of oxalate solution at [Ox 2-]pH 4.5 = 100 mmol.L -1 in the collecting duct-on-a-chip device (Qtot = 2.0 µL.min -1 for 15 min). Red and green colors in Figure 16a and Figure 16d show the locations of Figures 16b-c and Figures 16e-f, respectively.

  , we could note the growth of COM agglomerates under acidic condition. We know that low pH induces an enhanced dissolution of the apatitic layer and, in turn, a greater release in Ca 2+ (RP) ions. Consequently, it "boosts" CaOx crystallization compared to the results presented in the publication for [Ox 2-](aq) = 100 mmol.L -1 (section 2.a.ii). It is interesting to note that agglomerates (with individual crystal sizing up to ≈ 2.0 µm) grew instead of enlarging CaOx crystals.Noteworthy, these CaOx agglomerates (e.g. Figure16e) resemble the ones in Figure1bas observed by Daudon and collaborators5 . Nevertheless, we recall that [Ox 2-]pH 4.5 = 100 mmol.L -

pH 4 . 5 )

 45 . Under microfluidic confinement, the continuous flow of Ox 2-ions at [Ox 2-]pH 4.5 = 100 mmol.L -1 demonstrated the emergence of monoclinic prismatic COM crystals from the apatitic spherulites and organized in agglomerates. Occasionnally, (100) elongated COD crystals were observed under the combined confined and acidic conditions. It is worth pointing out that usually, this specific crystal morphology is obtained in presence of additives.
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 41 .a. The catechins: polyphenolic compounds from green tea 163 Effect of green tea on calcium oxalate crystallization under microfluidic confinement a.

Figure 1 .

 1 Figure 1. Modulation effect of catechins on CaOx crystallization: a) structures of main catechins of green tea extract. A, B, C and D are identifiers for the basic ring frame of polyphenols. An emphasize is made on EGCG (in red); b) schematic representation of CaOx crystals obtained at increasing amount of green tea extract (TE) with potential crystallization pathway. Figure is adapted from Chen et al. 8 with permission from RSC; c) SEM images of COD crystals obtained under batch syntheses vs. increasing volume of GT. Figures are reproduced with kind permission from César Leroy 9 .

4 1

 4 , further investigations regarding GT's influence on CaOx crystallization still seem worth conducting. Herein, we aim at assessing the influence of GT extract on CaOx crystallization in the collecting duct-on-a-chip device with a close interest in the polyphenolic compounds. The confinement effect and its consequence on the resulting concentration gradients of Ox 2-and Ca 2+ ions along with the nature of the injected precursor's solutions (aqueous, i.e. Ox 2-(aq) and Ca 2+ (aq), or GT containing, i.e. Ox 2-(GT) and Ca 2+ (GT)) have been investigated regarding the crystal habits, crystalline phases and the influence of hydrodynamics on CaOx crystallization. Chapter .b. CaOx crystallization under co-laminar mixing of Ca 2+ (GT) and Ox 2-(GT) 165 b.Calcium oxalate crystallization under co-laminar mixing of Ca 2+ (GT)

Figure 2 .

 2 Figure 2. UV-visible spectrum of purified GT solution (1.00 g/ 100 mL) diluted 100 times.

Figure 3 .

 3 Figure 3. Schematic illustrations of the experimental conditions to study the effect of polyphenolic catechins from GT on CaOx crystallization in the collecting duct-on-a-chip device. CaOx crystallization is induced through the co-laminar mixing of either a) Ox 2-(aq) and Ca 2+ (aq) ions (standard condition a.k.a CaOx1), b) Ox 2-(GT) and Ca 2+ (aq) ions (CaOx2), c) Ox 2-(aq) and Ca 2+ (GT) ions (CaOx3) or d) Ox 2-(GT) and Ca 2+ (GT) ions (CaOx4). At all conditions, solutions are continuously injected in the microfluidic device at equal flow rates of Q = 1.0 µL.min -1 for two hours. Afterwards, calcium (CaCl2) and oxalate (Na2C2O4) precursors were separately dissolved in GT solution to prepare GT containing Ca 2+ (GT) and Ox 2-(GT) solutions at [Ca 2+ ](GT) = 12.0 mmol.L -1 and [Ox 2-](GT) = 0.40 mmol.L -1 , respectively. Worth mentioning, the sole GT brew could contain Ox 2-ions as demonstrated by Brzezicha-Cirocka and colleagues 2 .

Figure 3 .

 3 The first experimental condition, i.e. CaOx1 (Figure 3a), was extensively studied throughout Chapter 2 and served as the standard condition (without any GT). Under the next three conditions, CaOx crystallization was induced through the co-laminar mixing of Ox 2- (GT) and Ca 2+ (aq) ions (CaOx2 in Figure 3b), Ox 2-(aq) and Ca 2+ (GT) ions (CaOx3 in Figure 3c) and Ox 2-

Figure 4 .

 4 Figure 4. Scanning Electron Microscopy (SEM) images depicting the effect of green tea on CaOx crystallization in the collecting duct-on-a-chip device according to condition CaOx1 (Figures 4a-b), CaOx2 (Figures4c-d), CaOx3 (Figures4e-f) and CaOx4 (Figures4g-h). See Figure3for further description regarding the individual experimental conditions. Green and red "false-colors" point out some COM and COD crystals, respectively.

Figure 5 .

 5 Figure 5. Raman mapping of CaOx crystals corresponding to a) CaOx2 condition (mixing of Ox 2-(GT) and Ca 2+ (aq) ions) and b) CaOx3 condition (mixing of Ox 2-(aq) and Ca 2+ (GT) ions); c-d) Raman spectra of COM crystal in green and COD crystals in red for CaOx2 (c) and CaOx3 (d), respectively. Similar "false-color" is used to discriminate COM from COD crystals on the micrographs. and CaOx4 conditions). The effect of GT on the morphology of CaOx crystals contrasted drastically whether it was first mixed in solution with Ox 2-(GT) ions or Ca 2+ (GT) ions. Under co-laminar mixing of Ox 2-(GT) and Ca 2+ (aq) (i.e. CaOx2), only COD crystals sizing up to ≈ 20 µm were detected (Figure 4c). Compared to Figure 4b, COD crystals exhibited an elongated bipyramid habit with the over-expression of the (100) crystalline face (Figure 4d). Noteworthy, the crystalline phase was confirmed using Raman mapping as showed in red color in Figure 5a. Under CaOx3 scenario, CaOx crystals precipitated in a mixture of COM (green)

Chapter 4 1

 4 .b. CaOx crystallization under co-laminar mixing of Ca 2+ (GT) and Ox 2-(GT)

Figure 12 in

 12 Figure 12 in Chapter 2 section 2.a.ii). Consequently, complete mixing of Ca 2+ (aq) and Ox 2-(aq) ions was achieved in the micro-reactor and induced the increasing incidence of COD crystals with respect to CaOx crystallization. However, mixing resulted from a slow homogenization of concentration gradients in Ca 2+ (aq) and Ox 2-(aq) ions as demonstrated by the increasing induction time t0 (prior to CaOx crystallization).

Figure 6 .

 6 Figure 6. SEM images of CaOx crystals obtained under a) CaOx1, b) CaOx2, c) CaOx3 and d) CaOx4 conditions at flow rate Q = 0.1 µL.min -1 for 2.5 hours. Refer to Figure 3 for further description of the experimental conditions. Red "false-color" points out some of the COD crystals.

  (i.e. Q = 1.0 µL.min -1 and Q = 0.1 µL.min -1 ). Worth reminding, these qualitative features describe the necessary time to start CaOx crystallization upon reagent contact (i.e. first crystal ≈ 1.0 µm) and the opening-angle of the CaOx precipitation cone after reaction. Compared to CaOx1 condition (i.e. absence of GT), CaOx crystallization is delayed at almost all conditions and regardless of the flow rate. GT altered the diffusion of Ca 2+ and Ox 2-ions at their liquid-liquid interface and delayed CaOx crystallization. Noteworthy, the homogenization took longer in presence of GT, e.g. t0(CaOx1) = 8.0 ± 0.5 min vs. t0(CaOx2) = 10.8 ± 0.3 min at same flow rate. Moreover, low flow-condition widened the CaOx crystallization cone (e.g.

  CaOx1 (Figure6a), CaOx2 (Figure6b), CaOx3 (Figure6c) and CaOx4 (Figure6d) conditions at Q = 0.1 µL.min -1 , respectively. They have to be compared to Figures4a, 4c, 4e& 4g in the previous section. At Q = 0.1 µL.min -1 , CaOx1 and CaOx3 conditions resulted in CaOx mixtures of COM and COD crystals (Figures 6a and 6c, respectively). While COD crystals (in red) exhibit flatted bipyramid morphology regardless of the conditions, COM crystals in CaOx3 condition showed smoother edges. On the other hand, CaOx2 and CaOx4 conditions resulted only in COD crystals (Figures 6b and
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 42 .a. Heterogeneous CaOx crystallization in green tea solution 173 Calcium oxalate crystallization from the apatitic layer mimicking the Randall's plaque: a preliminary study in presence of green tea a.Heterogeneous calcium oxalate crystallization in green tea solutionIn the nephron, the Randall's plaque (RP) is a calcium deficient hydroxyapatite deposit suspected to initiate the formation of CaOx-based kidney stones[22][23][24] . In Chapter 3, we presented an apatitic layer (Figure7a) suitable for microfluidic investigations of the RP reactive role regarding CaOx crystallization. In the RP-modified collecting duct-on-a-chip device, the controlled flow of an oxalate solution induced local dissolution of the apatitic layer. The associated release in Ca 2+ (RP) ions generated local zones of supersaturation such as [Ca 2+ ](RP) × [Ox 2-](aq) ≥ Ksp(CaOx) for CaOx crystallization. Monoclinic prismatic COM crystals (i.e. plateletshaped crystals) grew from the apatitic spherulites, supporting the dissolution-recrystallization mechanisms of RP for the growth of CaOx crystals.In the previous section, we demonstrated the modulating effect of GT to direct CaOx crystallization from COM to COD crystals under co-laminar mixing of Ca 2+ and Ox 2-ions.Herein, we investigated the effect of GT on CaOx crystallization in the RP-modified collecting duct-on-a-chip device.

Figure 7 .

 7 Figure 7. SEM images of the apatitic layer a) as described in Chapter 3 section 1.b; b) after immersion in a green tea solution (1.00 g of green tea leaves / 100 mL of milliQ water) for one week. Blue "falsecolor" points out some CaOx crystals that grew from the apatitic layer.

  5 × 0.5 cm² from the apatitic layer were immersed in solutions (VGT = 1.0 mL) for one week. Two concentrations in Ox 2-(GT) ions were used, i.e. [Ox 2-](GT) = 0.40 mmol.L -1 and [Ox 2-](GT) = 0.10 mol.L -1 , respectively. Noteworthy, Na2C2O4 was dissolved in GT to obtain these respective concentrations. We did not account for the nominal amount of Ox 2-ions already present in GT.Furthermore, we studied the potential influence of the pH to modulate CaOx crystallization in presence of GT. Prior to the dissolution of the oxalate precursor, GT brew was adjusted to pH 4.5 with HCl.After one week immersion in oxalate solutions, we observed new crystals apart from the apatitic spherulites either at [Ox 2-](GT) = 0.40 mmol.L -1 (Figures8a-d) or at [Ox 2-](GT) = 0.10 mol.L -1 (Figures

Figure 8 .

 8 Figure 8. SEM images of the heterogeneous growth of CaOx crystals from the apatitic layer after immersion in GT solutions containing Ox 2-ions (from Na2C2O4 precursor) for one week. Red and blue "false-colors" indicate the presence of some bipyramid COD crystals and sheet-like structures, respectively. Figures 8a-d correspond to the apatitic layer soaked in a GT solution containing Ox 2-(GT) ions at [Ox 2-](GT) = 0.40 mmol.L -1 and pH 7.36 (Figures 8a-b) or pH 4.5 (Figures8c-d). Figures8d-hcorrespond to the apatitic layer soaked in a GT solution containing Ox 2-(GT) ions at [Ox 2-](GT) = 0.10 mol.L -1 and pH 7.36 (Figures 8e-f) or pH 4.5 (Figures8g-h).

  crystallization in presence of GT. The dissolution-recrystallization of the apatitic spherulites led to the growth of COD crystals at all concentrations in Ox 2-(GT) ions and all pH values. Once again, we showed the influence of GT to direct CaOx crystallization from COM to COD crystals. At [Ox 2-](GT) = 0.40 mmol.L -1 we observed the growth of flatted bipyramid COD crystals from the spherulites. At [Ox 2-](GT) = 0.10 mol.L -1 COD crystals exhibited (100) elongated bipyramid shapes. Moreover, the emergence of sheet-like shaped crystals at the highest concentration in Ox 2-(GT) ions suggested the phase transformation of the apatitic spherulites to another calcium phosphate phase (probably OCP). b. Preliminary investigation under microfluidic confinement Albeit presented as a preliminary study, the following experimental results open the way to the investigation of CaOx crystallization within the collecting duct-on-a-chip device under multi-physicochemical conditions. Throughout the present work, we studied various parameters suspected to influence CaOx crystallization. In Chapter 2, the influence of the microfluidic confinement such as encountered in the collecting duct was under scrutiny. Under the co-laminar mixing of Ca 2+ and Ox 2-ions, we showed that the CaOx crystals were fairly comparable to in vivo observations. In Chapter 3, we investigated the reactive role of an apatitic layer (i.e. acting as a model system for RP) to promote, through dissolution-recrystallization, the growth of CaOx crystals. Compared to standard investigations in batch, we supported the relevancy of studying the key role of an apatitic layer as a calcium donor under microfluidic confinement. The controlled flow of sole Ox 2-ions within the microreactor induced the partial dissolution of the apatitic layer (i.e. release in Ca 2+ (RP)) towards local zones of supersaturation (i.e. [Ca 2+ ](RP) × [Ox 2-](aq) ≥ Ksp(CaOx)). Under a large excess of Ox 2-ions, COM crystals grew from the apatitic spherulites under crystal morphologies comparable to in vivo observations. In Chapter 4 section 1, we studied the modulating influence of catechins from GT on CaOx crystals. Under microfluidic confinement, we supported that GT directed CaOx crystallization from COM to COD crystals.

Figure 9 .

 9 Figure 9. SEM images depicting two distinct zones of the apatitic layer after consecutive exposure to continuous flow of oxalate solution at [Ox 2-](GT) = 0.10 mol.L -1 and pH 4.5 in the collecting duct-on-a-chip device (Qtot = 2.0 µL.min -1 for 15 min). Red and green colors in Figure 9a and Figure 9d show the locations of COD (red) and COM (green) crystals in the magnified images in Figures 9b-c and Figures 9e-f, respectively.

Ox 2 -

 2 ions in large excess (i.e. [Ox 2-](GT) = 0.10 mol.L -1 ) and at pH 4.5 at Qtot = 2.0 µL.min -1 for 15 min. It aimed at attempting CaOx crystallization under multi-physicochemical conditions to open the way to future perspectives. At similar chemical (batch) conditions, the apatitic layer served as a supportive matrix for the growth of (100) elongated COD crystals. Additionally, the apatitic spherulites seemed to undergo phase transformation from Ca-deficient HAp to another CaP crystalline phase (exhibiting a "sheet-like" structure). Under microfluidic confinement, we observed the growth of a mixture of COM and COD crystals from the apatitic layer. COM crystals mainly exhibited a platelet-like morphology while COD were observed under the (100) elongated bipyramid shape. Furthermore, we did not notice the presence of "sheet-like" crystals. The controlled flow at the apatitic surface enabled a more controlled reactivity between Ca 2+ (RP) and Ox 2-(GT) ions for CaOx crystallization. Furthermore, the presence of GT favored the formation of COD crystals compared to COM crystals. To conclude, we supported the use of the collecting ducto-on-a-chip device to investigate CaOx crystallization under various physicochemical conditions, all aiming at mimicking the potential stone promoting conditions encountered in the nephron. kidney stones in vivo. Our experimental findings supported a growth behavior of CaOx crystals under confinement following two distinct regimes. First, the emerging crystal grew vs. time in response to the supersaturation in Ca 2+ and Ox 2-ions according to a surface-reaction kinetics (i.e. growth ∝ t 1/2 ). Once the crystal reached a critical size, the growth kinetics was limited by the transport rate of ions into the CaOx matrix (i.e. growth ∝ t 1/3 ). For thorough understanding of the experimental findings, we collaborated with Pr. Ágota Tόth and Pr. Dezső Horváth (University of Szeged, Hungary) to numerically investigate CaOx crystallization under microfluidic confinement. Their in-house code presented promising results regarding the physics and hydrodynamics involved in the reactivity of CaOx crystals under confinement as encountered in the nephron.In the kidney, the growth of CaOx-based stones is highly suspected to be initiated by a calcium deficient HAp deposit, known as the Randall's plaque. Through its partial dissolution, such deposit released Ca 2+ ions in the nephron for the consecutive formation of CaOx stones. To explore this common belief and test the proposed assumptions in the literature, we presented a new strategy to build up an in vitro apatitic layer exhibiting comparable chemical and morphological features of the Randall's plaque (i.e. Ca-deficient HAp organized in microspherulites). The most important aspect was to obtain a model system suitable for microfluidic investigations in order to study its reactive role with respect to CaOx crystallization under confinement. We demonstrated that a controlled and continuous flow of solely Ox 2-(aq) ions ([Ox 2-](aq) = 0.10 mol.L -1 , total flow rate 2.0 µL.min -1 ) induced the local dissolution of the apatitic layer, towards local zones of supersaturation in Ca 2+ (RP) and Ox 2-(aq) ions for [Ca 2+ ](RP) × [Ox 2-](aq) ≥ Ksp(CaOx) (i.e. CaOx crystallization). Interestingly, platelet-like COM crystals were obtained in full agreement with medical observations for hyperoxaluria conditions. Furthermore, we demonstrated that COM crystals grew from the HAp spherulites, underlying the dissolution-recrystallization mechanisms of the Randall's plaque to promote the growth of kidney stones. In an attempt to mimic further the complexity of the nephron, we also studied the influence of the pH on the apatitic layer's dissolution and, in fine, on CaOx crystallization. In conclusion, the collecting duct-on-a-chip device was suitable to investigate the formation of CaOx crystals under abnormal and acidic urine-like conditions. Finally, we explored the modulating effect of polyphenolic catechins from a green tea (GT) solution on CaOx crystals in the collecting duct-on-a-chip device. We demonstrated the role of GT to direct CaOx crystallization from COM to COD crystals. Under co-laminar mixing of Ca 2+ and Ox 2-ions, we showed the importance of the presence of GT on the calcium-rich side or the oxalate-rich side of the mixing interface. Indeed, we demonstrated that GT has a decisive influence on the occurrence of either COM or COD crystalline phases and on the resulting crystal morphologies. While COM crystals exhibited round-shaped morphology with a concave (100) crystalline face, COD crystals grew under flatted or (100) elongated bipyramid morphologies. Additionally, we studied the combined influence of the apatitic layer and a GT solution containing Ox 2-(GT) ions on CaOx crystallization under confinement. After the continuous injection of solely Ox 2-(GT) ions ([Ox 2-](GT) = 0.10 mol.L -1 , pH 4.5, total flow rate 2.0 µL.min -1 ), we observed the growth of CaOx crystals from the apatitic spherulites. CaOx crystal examination detailed the formation of a mixture of platelet-like COM and (100) elongated bipyramid COD crystals. Once again, the controlled flow of Ox 2-(GT) solution at the apatitic surface enabled to control the reactivity between Ca 2+ (RP) and Ox 2-(GT) ions with respect to CaOx crystallization. Interestingly, this physicochemical approach supported the use of the microfluidic device to investigate CaOx crystallization under more complex conditions with respect to the kidney stone disease.

Figure 1 .

 1 Figure 1. Design and fabrication of the microfluidic platform: a) metallic mold used as a model to cast the Y-shaped microchannel; b) fully assembled microfluidic device; c) schematic representation of the platform from the side point of view (right) and simplified (left). b. Calcium oxalate crystallization under co-laminar mixing of Ca 2+ and Ox 2-ions
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Table 1 .

 1 Main chemical species observed in renal calculi over the past decades in France from Daudon36 . Table translated and reproduced with permission from Elsevier.

	Main components	Frequency (%)
	Calcium oxalate (CaOx)	70.3
	whewellite	48.3
	weddellite	22.0
	Calcium phosphate (CaP)	13.8
	carbonated apatite	11.4
	brushite	1.8
	octacalcium phosphate	0.3
	amorphous calcium phosphate	0.2
	whitlockite	0.1
	Struvite (Magnesium Ammonium Phosphate)	1.6
	presence of MAP	5.7
	Purines	9.7
	anhydrous acid urate	7.9
	dihydrated acid urate	1.5
	ammonium acid urate	0.2
	other urates	0.1
	other purines	< 0.05
	uric acid	11.8
	Cystine	1.0
	Proteins	1.7
	Drugs	0.8
	Various	1.1

Table 2 .

 2 Relationship between type of morphologies, composition of calcium oxalate crystals and renal conditions. Ia-Id and IIa-IIc stand as naming for the type of CaOx kidney stone under scrutiny. Table adapted from the book Lithiase Urinaire of Daudon et al.50 with permission from Lavoisier -Médecine sciences.

Table 3 .

 3 Crystallization score related to the frequency of CaOx crystallization (fc). Table reproduced from Daudon et al. 78 with permission from Elsevier.

Research teams also tried to correlate Ca 2+ and Ox 2-ionic concentrations in urine and CaOx crystallization. For instance, Borghi and collaborators studied the effect on CaOx crystallization of reduced SS in urine due to drinking therapy among 12 normal subjects versus 15 recurrent stone formers

79 

. Worth mentioning, none of the stone formers presented common urinary risks, e.g. hypercalciuria or hyperoxaluria. Before and after water consumption, the research group measured the oxalate tolerance in urine and the upper limit of metastability (both terms define afterwards). First, increasing amounts of Na2C2O4 were added to urine aliquots and calcium concentration in supernatant was measured afterwards. Once plotted against the concentrations of added oxalate, it allowed extrapolating the permissible increment in oxalate,

Table 4 .

 4 Distribution of hydrates under various experimental conditions from Brecevic et al. 81 . Table partially reproduced with permission from Elsevier.

		COT (%wt / wt) COD (%wt / wt) COM (%wt / wt)
	Simultaneous mixing	-	19	81
	Ox 2-into Ca 2+	54	-	46
	Ca 2+ into Ox 2-	65	-	35
	2 x Ca 2+ ions	-	25	75
	2 x Ox 2-ions	-	11	89
	2 x (Ca 2+ + Ox 2-) ions	-	7	93
	If calcium (oxalate, respectively) solution was poured into oxalate (calcium, respectively), no
	COD crystals were detected at the expense of COT crystals with a large amount of COM
	crystals. The authors also varied the initial solution composition fed into the system. They
	concluded with COM crystals remaining the major crystalline phase with respect to COD
	crystals. Moreover, they observed that COM crystal morphology was concentration-
	dependent. Effect of stirring on the distribution of CaOx hydrates was under scrutiny too. The
	induction time (i.e. the point at which a precipitate first became visible) dramatically varied if
	reactant solutions were unstirred (20 min), magnetically (2 min) or mechanically (3-4 min)
	stirred right after mixing. With unstirred solutions, the relative proportions of COM and COD
	crystals remained constant around 3:1. Under magnetic stirring, precipitates primary consisted
	of COT crystals and decayed as a function of time in favor of COM crystals. Mechanical stirring
	induced the precipitation of all three hydrates with COT crystalline phase being the major
	component. Finally, the effects of mechanical grinding (i.e. crystal breakage likely due to
	stirring) and applied magnetic field were investigated. While grinding increased the amount of

Table 7 .

 7 Relationship between morphologies, composition of CaP stones and renal conditions. Table adapted from the book "Lithiase Urinaire" by Daudon et al.50 with permission from Lavoisier -Médecine sciences.

	Type of morphology	Description of the surface	Usual composition	Common causes
		Homogeneous, crystalline,		
	IVa1	rough or subtly uneven,		
		whitish to beige		
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Table 1 .

 1 Summary of the chemical conditions used to induce CaOx crystallization at room temperature.

	From a physiological

2-(aq) 

ions in aqueous solution As previously introduced, concentrations of Ca 2+ and Ox 2-ions associated to significant ion product QCaOx i.e. QCaOx = [Ca 2+ ](aq) × [Ox 2-](aq) > Ksp(CaOx) = 2.32 × 10 -9 at 25°C 8 might lead to idiopathic CaOx crystallization. To induce in vitro crystallization of CaOx stones, we operated the collecting duct-on-a-chip device with aqueous solutions at pathological concentrations in Ca 2+ and Ox 2-ions as measured in urines of stone formers. Thereby, calcium aqueous solution was used at concentration [Ca 2+ ](aq) = 12.0 mmol.L -1 while oxalate aqueous solution was at concentration [Ox 2-](aq) = 0.4 mmol.L -1 (Table

1

).

Table 2 .

 2 Illustrative hydrodynamic parameters for equal flow rate of 1.0 µL.min -1 in Ca 2+ and Ox 2-ion solutions. The Reynolds number (Re) and Péclet number (Pe) are calculated according to section 1.a.i.

	QCa 2+ = QOx 2-	u ̅	Re	Pe
	1.00 µL.min -1	3.33 × 10 3 µm.s -1	0.37	374

Table 3 .

 3 Comparison of the average flow velocity (𝐮 ̅), the Reynolds number (Re) and the Péclet number (Pe), the measured angle of diffusion cone (α), size range of CaOx particles (lCaOx) in the channel and the concentration in Ca 2+ ion at equilibrium ([Ca 2+ ](eq)) after CaOx crystallization in the collecting ducton-a-chip platform at all flow rates. Hydrodynamic parameters are calculated according to the series of equations in 1.a.i.As expected, the flow regime was always laminar regardless of the hydrodynamic flow rate,

	QCa 2+ = QOx 2-	u ̅	Re	Pe	α	lCaOx	[Ca 2+ ](eq)
	1.00 µL.min -1 3.33 × 10 3 µm.s -1	0.37	374 3.41 ± 0.11 ° 1.0 < lCaOx < 25 µm 11.5 ± 0.2 mmol.L -1
	0.10 µL.min -1	333 µm.s -1	0.037 37.4 5.21 ± 0.18 ° 1.0 < lCaOx < 15 µm	n/a
	0.01 µL.min -1	33.3 µm.s -1	0.0037 3.74	n/a	n/a	n/a

Table 1

 1 , we already showed in our research group that a large excess of Ca 2+ ion vs. Ox 2-ion can direct CaOx crystals to COD phase in batch21 . With respect to the concentration in Ca 2+ and Ox 2-ions (

), the initial ion product of concentrations QCaOx = 4.8 × 10 -6 ≫ Ksp(CaOx) = 2.32 × 10 -9 led to CaOx crystallization. Since [Ca 2+ ] / [Ox 2-] ≫ 1, we can hypothesize that COD nuclei will likely result

  In situ and in real time monitoring of CaOx crystal growthStudying CaOx crystal growth is of prime importance to understand kidney stone formation.

	b.	The growth kinetics of calcium oxalate crystal
	Usually, in vitro crystallizers serve to incubate well-characterized CaOx seeds in metastable
	solutions of Ca 2+ and Ox 2-ions 26 . It enables to quantify the thermodynamic and/or kinetic
	factors associated to CaOx crystallization. Each crystallizer presents, up to a certain extent,
	similarities to the intrarenal mechanisms of stone formation. Hereafter, a brief review will
	summarize the capacity of several in vitro crystallizers of interest. For further details, refer to
	Chapter 1 section 2.c.ii. For instance, the Constant Composition Method (CCM) is a steady-
	state approach using a crystallizer that measures the growth or inhibition rate of CaOx crystals
	at constant supersaturation (SS) in Ca 2+ and Ox 2-ions 27 . Alternatively, the Mixed-Suspension
	Mixed Product Removal (MSMPR) crystallizer estimates the nucleation and growth rates of
	CaOx crystals at continuous feed in Ca
		2-species would be
	obtained at a longer distance from the microchannel junction. In summary, the manipulation of
	hydrodynamics in the microchannel appeared as a promising strategy to influence CaOx
	crystallization.

i.

2+ 

and Ox 2-solutions

14,28,29 

(Figure

8b

in section 1.b.

Table 5 .

 5 Constants associated to the growth model from eq. ( 2. 11 ).

	QCa 2+ = QOx 2-a (µm.min -1/2 ) b (µm.min -1/3 )
	1.00 µL.min -1	2.8	3.2
	0.10 µL.min -1	1.3	2.0

  2-ions matching patients diagnosed with kidney stone disease. Although complicated, the scenario presented herein remains simple with respect to real life kidney stone formation. Indeed, medical investigations have shown that most kidney stones originate from a calcium phosphate deposit in the nephron, known as the Randall's plaque. Accounting for the influence of such deposit in our microfluidic device will prove valuable if we want to develop a platform as mimetic as possible. The hydroxyapatite: a model system for theRandall's plaque ..................................... 121 a. The Randall's plaque ............................................................................................ 121 i. At the origin of kidney stone formation.................................................................. 121 ii. The in vitro approaches ........................................................................................ 125 b. Towards an in vitro and biomimetic strategy ......................................................... 129 Conclusion .................................................................................................................. 152 References ......................................................................................................................... 155 1. The hydroxyapatite: a model system for the Randall's plaque Medical observations have shown that kidney stones originate most probably from the socalled Randall's plaque, a calcium phosphate deposit in the nephron. In-depth characterizationhas demonstrated that carbonated hydroxyapatite is the recurrent crystalline phase of such deposit. Several studies have been trying to elucidate its cause in vivo and noteworthy in vitro approaches have investigated its reactive role regarding CaOx stone formation. Therefore, hydroxyapatite serves as the in vitro model system to simulate the Randall's plaque. In the coming section, we will present the strategy we have developed to obtain an in vitro and biomimetic Randall's plaque-like system suitable for a collecting duct-on-a-chip device.Beforehand, we will introduce the physicochemical characterization of this specific calcium phosphate mineral. Additionally, we will give some examples from the literature that have led to the need of our model system.

	Chapter 3 Microfluidic and biomimetic approaches of the
	Randall's plaque
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Table 1 .

 1 Occurrence of the different crystalline species founded in Randall's plaques at the surface of a series of kidney stones. The total number of samples is given in the bottom of the table. Table reproduced from Daudon et al.12 with permission from Springer.

	Components of papillary deposits	Main (%)	Minor (%)	Total occurrence (%)
	Calcium phosphate (CaP)	10716 (97.3 )	-	10894 (98.9)
	carbonated apatite	10404 (94.4)	351 (3.2)	10755 (97.6)
	amorphous carbonated CaP	264 (2.4)	629 (5.7)	893 (8.1)
	whitlockite	30 (0.3)	87 (0.8)	117 (1.0)
	octacalcium phosphate	3 (0.03)	13 (0.12)	16 (0.15)
	brushite	15 (0.14)	23 (0.2)	38 (0.34)
	Other species	300 (2.7)	-	503 (4.6)
	struvite	3 (0.03)	9 (0.08)	12 (0.1)
	bobierrite	2 (0.02)	0	2 (0.02)
	calcite	9 (0.08)	12 (0.1)	21 (0.2)
	sodium hydrogen urate	232 (2.1)	138 (1.25)	370 (3.4)
	uric acid	43 (0.4)	24 (0.2)	67 (0.6)
	ammonium urate	4 (0.04)	3 (0.03)	7 (0.06)
	potassium urate	4 (0.04)	0	4 (0.04)
	opaline silica	2 (0.02)	1 (0.01)	3 (0.03)
	porphyrines	1 (0.01)	16 (0.15)	17 (0.15)
	Total number of samples	11016 (100) 1291 (11.7)	-

Table 2 .

 2 Ion composition and associated concentrations in blood plasma, Simulated Body Fluid 32 (SBF) and 1.5 SBF 33 solutions (mmol.L -1 ).

	Ions	Na +	K + Mg 2+ Ca 2+	Cl -	HCO3 -HPO4 2-SO4 2-
	Blood plasma 142.0 5.0 1.5	2.5 103.0	27.0	1.0	0.5
	SBF	142.0 5.0 1.5	2.5 147.8	4.2	1.0	0.5
	1.5 SBF	213.0 7.5 2.3	3.8 223.0	6.3	1.5	0.8

  . AP-HP, Hôpital Tenon, Explorations Fonctionnelles Multidisciplinaires et Laboratoire des Lithiases, F-75020 Paris. † Footnotes relating to the title and/or authors should appear here. Electronic Supplementary Information (ESI) available: [details of any supplementary information available should be included here]. See DOI: 10.1039/x0xx00000x This journal is © The Royal Society of Chemistry 20xx

	a. Sorbonne Université, CNRS, Laboratoire de Chimie de la Matière Condensée de
	Paris, UMR 7574, Campus Jussieu, 4 place Jussieu F-75005 Paris.
	b. Sorbonne Université, CNRS, Laboratoire Physicochimie des Electrolytes et
	Nanosystèmes Interfaciaux, UMR 8234, Campus Jussieu, 4 place Jussieu F-75005
	Paris.
	c. Sorbonne Université, CNRS, Laboratoire Interfaces et Systèmes Electrochimiques,
	UMR 8235, Campus Jussieu, 4 place Jussieu F-75005 Paris.

d

Table S1 .

 S1 Chemical composition in Na Simulated Body Fluid" (1.5 SBF) solution buffered at pH 7.4 with 10 mM Tris-HCl.

	+ , K	+ , Ca 2+ , Mg 2+ , HCO 3 -, Cl -, HPO 4 2-and SO 4 2-ions for 500 mL of
	"1.5	

Table S2 .

 S2 Elemental analyses of the apatitic layer obtained after coating.

	Element	O	Na Mg Al	Si	P	Cl	K	Ca	Ti
	nucleation (A%) 58.31 5.99 n/a 1.87 26.26 1.24 0.29 3.26 1.70 1.08
	18 hours (A%)	52.62 1.74 0.83 0.29 4.08 15.73 1.37 0.79 22.56 n/a
	5 days (A%)	51.03 4.89 0.76 n/a 0.06 13.93 8.12 0.29 20.92 n/a

Table 4 .

 4 Concentration in Ca 2+ (RP) ions from the apatitic layer measured in the solution against the pH and the immersion time. Concentrations are given minus the nominal concentration at initial time (i.e. [Ca 2+ ]t=0 = 5 and 4 ppm for deionized water and HCl solution, respectively). In absence of standard deviation, these measurements serve as qualitative indicators at best.

	[Ca 2+ ](RP)	24 hours 48 hours one week
	pH 7.4 (deionized water) 14 ppm	21 ppm	21 ppm
	pH 4.5 (HCl)	30 ppm	32 ppm	36 ppm
	Furthermore, Hankermeyer et al. showed an increased dissolution rate of carbonated HAp in
	HCl solution			

  2-ion induced local dissolution of the apatitic layer, associated to local zones of supersaturation in Ca 2+ (RP) and Ox 2-ions leading to [Ca 2+ ](RP) × [Ox 2-](aq) ≥ Ksp(CaOx) (i.e. CaOx crystallization). Interestingly, monoclinic prismatic COM crystals were obtained, in full agreement with the COM crystals observed by physicians under hyperoxaluria conditions5,10 . Furthermore, the growing interface between HAp spherulites and COM crystals could be studied to inform on the organization between in vivo RP and CaOx kidney stone. COM crystals grew from the HAp spherulites, underlying the dissolution-recrystallization mechanisms of RP to promote the growth of CaOx-based kidney stones.

  8 , who assessed the effectiveness of GT to direct the crystallization of CaOx crystals from COM to COD, we came to the same conclusion. The chemical composition on either side of the liquid-liquid interface and, consequently, the corresponding concentration gradients within the microchannel directly affected the formation and habits of CaOx crystals. Let us recall from Chapter 2 that Ox 2-(aq) and Ca 2+ (aq) ions have comparable self-diffusion coefficients (DOx 2-= 9.87 x 10 -10 m².s -1 and DCa 2+ = 7.92 x10 -10 m².s-1 in water at 25°C19 ). At [Ox 2-](aq) = 0.4 mmol.L -1 and [Ca 2+ ](aq) = 12 mmol.L -1 , Ca 2+ (aq) ions are transported faster through diffusion to the oxalate side rather than to the opposite (Chapter 2 Furthermore, depending on which side of the interface GT was found, Ca 2+ and Ox 2-ions did not meet the same chemical environment upon diffusion. Under CaOx2 condition

section 1.b.i).

(i.e. GT on the oxalate-rich side), (100) elongated COD crystal (Figure

Table 1 .

 1 Comparison of the induction time (t0) and the measured angle of the diffusion cone (𝛂) vs. flow condition for all four scenarii (see Figure3).

	1.0 µL.min -1	0.1 µL.min -1

1.b. The physicochemical strategy for calcium oxalate crystalluria

1.a. The Randall's plaque

2.a. Calcium oxalate crystallization under micro-confinement

2.b.The dissolution rate of the Randall's plaque-like model

1.b. CaOx crystallization under co-laminar mixing of Ca 2+ (GT) and Ox 2-(GT)

CHAPTER 2. CALCIUM OXALATE CRYSTALLIZATION IN A MICROFLUIDIC PLATFORM: PROOF-OF-CONCEPT
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Fast growth of calcium oxalate crystals on biomimetic Randall's plaque under microfluidic confinement

Karol Rakotozandriny, 

General conclusion and perspectives

The global increase in prevalence of the kidney stone disease has raised the importance to understand the biomineralization processes responsible for its occurrence. In-depth chemical characterizations already showed the hybrid nature of kidney stones. Mainly composed of CaOx crystals (CaOx monohydrate COM and/or CaOx dihydrate COD crystalline phases), renal calculi also exhibit other inorganic and organic species such as CaP crystals or proteins, for example.

Towards a better understanding of the kidney stone disease, countless approaches have been explored (from ex vivo to in vitro studies) with a focus on CaOx stones. With respect to in vitro investigations, static and/or continuous-flow techniques attempted to address the physicochemical conditions accountable for the formation of these CaOx concretions.

Nevertheless, these methods failed at studying the potential influence of the renal micro-confinement and associated urinary laminar-flow on the genesis of kidney stones.

To overcome these issues, we decided to rely on the microfluidic technology with an in-depth focus on the nephron-on-a-chip technology. We built up a continuous-flow microchannel mimicking the dimensions of a single collecting duct and referred to it as the collecting duct-on-a-chip device. This robust microfluidic platform enabled us to investigate CaOx crystallization under a large panel of physicochemical conditions suspected to influence the crystal growth.

In the collecting duct-on-a-chip device, we studied CaOx crystallization under the co-laminar mixing of Ca 2+ and Ox 2-ions at matching concentrations of patients diagnosed with combined hypercalciuria ([Ca 2+ ](aq) = 12.0 mmol.L -1 , 1.0 µL.min -1 ) and moderate hyperoxaluria ([Ox 2-](aq) = 0.40 mmol.L -1 , 1.0 µL.min -1 ) and compared the results to medical observations. Indeed, such urinary concentrations in calcium and oxalate were associated to a higher occurrence of COD crystals with respect to COM ones among stone formers. The crystal examination under microfluidic conditions showed that CaOx precipitated in mixtures of predominant COM and rare COD crystals, both exhibiting various shapes and sizes. However, the flow rate of 1.0 µL.min -1 was not "mimetic" with respect to the urinary flow in a single collecting duct (≈ 10 nL.min -1 ). Therefore, we studied the influence of hydrodynamics on CaOx crystallization in the microfluidic device. The decrease in overall flow rates induced a higher homogenization of the concentration gradients in Ca 2+ and Ox 2-ions within the microchannel.

It enhanced the mixing of Ca 2+ and Ox 2-ions towards a higher occurrence of COD crystals.

The strongest asset of using the collecting duct-on-a-chip device was to study the in situ and To match the 100 µm diameter of the collecting duct, the design of a microchannel was considered that had to meet the following features:

 "Y-shaped" microchannel exhibiting two inlets and one outlet  Square section of 100 x 100 µm

cm in length from Y-junction

With respect to the requirements, a microchannel was first 3-D modeled using Autodesk Inventor® (computer-aided design software) and the resulting metallic mold was micromachined at the technical platform of the Institut Pierre-Gilles de Gennes (Figure 1a).

ii. Microfluidic assembly

Being affordable, transparent to a large range of wavelength and already used in microfluidics as polymer material for biological studies, polymethylsiloxane (PDMS, Sylgard 184, Dow Corning©) was selected to cast the channel. Futhermore, PDMS could be made magnetic to enable facile and reversible sealing/unsealing of the complete microfluidic assembly using magnets 1,2 . Therefore, the microchannel was casted in light transparent PDMS windowed by magnetic PDMS according to the following protocol: first, PDMS mixed with curing agent in 10:1 weight ratio was degassed, poured onto the metallic mold and cured at 70°C for 2 hours in an oven. Thereafter, magnetic PDMS (i.e. iron carbonyl powder loaded PDMS in 1:1 weight ratio) mixed with curing agent in 20:1 weight ratio was degassed, poured into a cut-off window around the transparent PDMS-based microchannel and cured at 70°C for 2 hours in an oven.

Once cooled, the overall material was delicately peeled off the mold and the inputs/outputs punched. Finally, the microfluidic platform was assembled with (from top to bottom) the PDMSbased microchannel, a glass coverslip closing the channel bottom and neodymium magnets to reversibly seal the device (Figure 2b).

connected to the inlets of the microfluidic platform. Then, Ca 2+ and Ox 2-ions were infused at the same flow rate QCa 2+ = QOx 2-(either µL.min -1 or nL.min -1 ) at room temperature for a time duration dependent to the instructed flow rate. At the end, mixing solution was collected at the microchannel outlet and the microfluidic platform was disassembled to retrieve the glass coverslip onto which CaOx crystals precipitated. Afterwards, crystals were delicately rinsed with deionized water and ethanol and dry at ambient air before undergoing further analysis otherwise stored at 4°C to limit phase transition. iii. Synthesis protocol of the apatitic layer A glass coverslip was coated with an apatitic layer using a modified protocol from Liu et al. 3 :

 Glass substrate was oxidized in a 1:1 mixture of sulfuric acid (H2SO4, VWR) and hydrogen peroxide (H2O2 30 %, VWR) for 1 hour at room temperature, rinsed with deionized water and with acetone twice.

 CaP nucleation was then initiated onto the glass substrate. First, the substrate was immersed in 15 mL of [Ca 2+ ] = 20 mmol.L -1 at room temperature (CaCl2(s) buffered at ph 7.4 with 10 mM Tris-HCl), then 15 mL of [HPO4 2-](aq) = 12 mmol.L -1 (K2HPO4(s), Sigma-Aldrich) was slowly dropped on the glass substrate/CaCl2 mixture and the final mixture was stirred for 30 min. This deposition process was carried three times in total.

 Biomimetic coating was carried in freshly prepared 1.5 SBF by dissolving NaCl(s), NaHCO3(s), KCl(s), K2HPO4(s), MgCl2.6H2O(s), CaCl2(s) and Na2SO4(s) in 10 mM Tris-HCl buffered at pH 7.4. Glass substrate was immersed in 80 mL of 1.5 SBF in a polystyrene bottle and placed for several hours at 37°C in an oven.

In the end, the nephron-on-a-chip platform was assembled and ready for further uses.

d. Polyphenolic catechins and CaOx crystal modutation

We bought loose green tea (GT) from a Chinese retailer in the 13 th arrondissement of Paris and used it along our various experiments.

 Green tea solution: m(GT) = 1.0 g of tea leaves were brewed for 5 min in 100 mL of milliQ water firstly boiled at 100°C. Then, tea solution was filtered and washed three times consecutively in V = 100 mL of chloroform for purification purpose. When not used, tea solution was stored at 4°C out of direct sunlight for 1 month of sustainability (Figure 2).  Ca 2+ and Ox 2-ions in tea solution: ionic precursors in tea solution were prepared as follows.

For Ca 2+ at [Ca 2+ ](GT) = 12.0 mmol.L -1 in tea solution, a mass m(CaCl2) = 0.1332 g is dissolved in VGT = 100 mL.

For Ox 2-at [Ox 2-](GT) = 0.10 mol.L -1 in tea solution, a mass m(Na2C2O4) = 1.34 g is dissolved in VGT = 100 mL.

For Ox 2-at [Ox 2-](GT) = 0.40 mmol.L -1 in tea solution, a volume VGT(Ox 2-) = 0.4 mL of an oxalate solution at [Ox 2-](GT) = 0.10 mol.L -1 is diluted in VGT = 99.6 mL of green tea to obtain a final volume of 100 mL.

e. Characterization techniques i. X-Ray Diffraction

The structural characterization of the samples was conducted by using a powder diffractometer Bruker D8 Advance. The different X-ray diffractions patterns were measured using Cu-Kα radiation at 1.5406 Å. Typical diffractograms were collected from 10° < 2θ < 60° with steps of 0.03° and a scanning speed of 0.5 s/point in loop mode for 30 min. The backgrounds of the patterns were subtracted using the EVA software.

ii. Raman spectroscopy Raman spectroscopy is a technique used to observe vibrational, rotational and other lowfrequency modes in a system. In chemistry, it is a commonly used method to highlight structural fingerprint of molecules of interest. Relying on inelastic scattering of an excited system due to an incident monochromatic light (usually a laser in the visible, near infrared or near ultraviolet ranges), the resulting shift in energy gives information about the vibrational modes in the system. In addition of being a fast, non-invasive and non-destructive characterization method, Raman spectroscopy is progressively integrated for microfluidic investigations and referred to as Raman-microfluidic systems to probe materials at diverse interfaces (e.g. liquids and/or solids) 4 . Herein, all Raman measurements were carried out at the laboratory LISE (UMR 8235, Sorbonne Université) using a LabRAM HR Evolution spectrometer (λ = 532 nm, Andor CCD detector, hole 70). Materials underwent characterization without further preparation after synthesis.

iii. Scanning Electron Microscopy and Energy Dispersive X-Ray Spectroscopy Scanning Electron Micrsocopy (SEM) enables the observation of crystal morphologies at microscale dimensions giving in-depth access to the microstructure of our materials of interest with respect to the experimental conditions. Therefore, Hitachi S-3400 apparatus was used to scan the surface sample with a focused beam of electrons accelerated at Vacc = 3.0 kV. After synthesis, samples did not necessarily require further preparation (i.e. gold coating) to undergo surface scanning and micrographs were acquired at several magnification ranges to demonstrate the microstructure of our materials. Furthermore, SEM technique could be coupled to Energy Dispersive X-Ray Spectroscopy (EDS) to highlight the elemental composition of our materials. In that purpose, the materials (coated with a carbon layer) were stimulated with a high-energy beam of electron (Vacc = 10.0 kV) to collect the emission of characteristic X-rays for chemical characterization.

 Calcium oxalate crystals: with respect to the experimental conditions, SEM allowed to view the overall CaOx crystals obtained after co-laminar flow of precursors in solution.

Moreover, micrographs described CaOx crystals regarding the diversity in size and crystal habit. In association with Raman spectroscopy, electron microscopy enabled to correlate each crystal habit encountered with either whewellite or weddellite phases.

For this material, no EDS analysis was carried the technique being not quantitative with respect to carbon and oxygen.