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Abstract

The various physical properties of transition metal oxides make them good candidates
toward possible new industrial applications, and more precisely in the novel photovoltaic
productions. In fact, the rich fundamental electronic properties of transition metal oxides
essentially arise from strong Coulomb interactions within the electrons of the system. Un-
derstanding of such correlation effects continues to be challenging for modern solid state
physics, which makes the combination of experimental and theoretical data essential for
further progress in the field.
Spectroscopic investigations of the prototypical correlated SrTiO3 thin films doped with
several transition metal (TM) ions (TM=Ni, Fe and Cr) are the main settings of this the-
sis. With the combination of core-level photoelectron spectroscopy (XPS), angle-resolved
photoelectron spectrocopy (ARPES) and photoelectron diffraction (XPD) on one side, and
of first-principles calculations by means of multiple scattering theory on the other side, a
good understanding of the doping on the structural and electronic properties has been here
achieved.
In SrTiO3 polycrystalline thin films, grown by magnetron sputtering, the mean size of the
crystallites increases with TM-doping content. This finding was the motivation to start
further studies and get a better conception of the fundamental electronic band structure of
SrTiO3 films. For this reason, high quality ordered pristine and Ni/Fe/Cr-doped SrTiO3

films were epitaxially prepared by pulsed laser deposition (PLD).
The electronic band structure calculations for the ground state, as well as one-step model of
photoemission calculations, which were obtained by means of Korringa-Kohn-Rostoker (KKR)
Greens’s function (GF) method, predicted the formation of localised 3d-impurity bands in
the band gap of SrTiO3 close to the valence band maxima. The measured band dispersion
and valence bands at the Ni L-edge resonance confirmed these findings.
The two-dimensional electron gas (2DEG), observed at the surface of SrTiO3 doped with Ni,
by means of resonant-ARPES, can be indirectly controlled by the Ni content in the films. Ni
doping seems to be affecting the tetragonal distortion of the TiO6 octahedron and results in
changes of the structure symmetry and the energy splitting of the Ti 3d surface localized
bands.
The XPD measurements confirmed the 4-fold symmetry of Ni-doped SrTiO3 film’s structure,
and a change in the lattice parameter compared to pure SrTiO3 films was detected. Ni
impurity atoms incorporate the hosting system by substituting the Ti sites.
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Abstract

Les diverses propriétés physiques des oxydes de métaux de transition font d’eux de bons
candidats pour de potentielles nouvelles applications industrielles, et plus précisement dans
de nouvelles productions photovoltaiques.
Concrètement, les riches propriétés électroniques fondamentales proviennent de fortes inter-
actions de Coulomb au sein des électrons du système. La compréhension de tels effets de
collélation continue d’être un défi pour la physique du solide moderne, ce qui signifie qu’une
combinaison de rechrches expérimentales et théoriques est essentielle pour progresser dans ce
domaine. Les études spectroscopiques de prototypes des couches minces corrélées de SrTiO3

dopées avec divers ions de métaux de transition (MT) (e.g. Ni, Fe ou Cr) sont la colonne
vértébrale de cette thèse.
Avec la combinaison de la spectroscopie de photoélectrons des niveaux de cœur, la photoémis-
sion résolue en angle (ARPES) et la photodiffraction (XPD) d’une part, et les calculs de
premier principe par la théorie de la diffusion multiple d’autre part, une bonne compréhension
du dopage de la structue et des propiétés électroniques a été obtenu ici.
Dans les couches minces polycristallines de SrTiO3, préparées par pulvérisation magnétron,
la taille moyenne des cristaux augmente avec le dopage aux MT. Cette découverte était une
motivation pour étudier et approfondir la connaissance des structures de bandes électroniques
fondamentales du SrTiO3 dopé aux MT. Pour cette raison, des couches minces monocrys-
tallines de haute qualité de SrTiO3 pur et dopé avec Ni, Fe et Cr ont été préparées par
ablation laser pulsé (PLD).
Les calculs des structures de bandes électroniques des états fondamentaux, aussi que les calculs
de photoémission par la méthode Korring-Kohn-Rostoker (KKR), ont prédit la formation
d’états localisés 3d liés aux impuretés dans le gap du SrTiO3 et proches du maximum de la
bande de valence. Les mesures de la dispersion des bandes électroniques et des bandes de
valences à la résonance du Ni confirment ces résultats.
Le gaz bidimensionnel (2DEG), observé à la surface du SrTiO3 dopé au Ni, par ARPES
résonant, peut être indirectement contrôlé par le dopage et sa concentration dans les couches.
Le dopage au Ni semble modifier la distortion de l’octaèdre TiO6, ce qui aboutit à des
changements dans la symétrie de la structure et la partition des bandes Ti 3d localisées à la
surface.
Les mesures XPD confirment la symétrie d’ordre quatre de la structure des couches minces de
SrTiO3 dopé au Ni, et un changement du paramètre de maille par rapport à celui de SrTiO3

pur a été détecté. Les atomes Ni intègrent le système de base en se substituant aux sites Ti.
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Introduction

Ecological and durable solar energy is considered now as one of the most safe and desired energy
sources to replace fuel based supplies [1]. The development of photovoltaic technologies has
advanced quickly after the discovery of the photoelectric effect [2]. Perovskite-type TM-oxide
compounds have been used intensively in the last generation of photovoltaic cells due to their
lower cost in terms of materials and fabrication compared to the conventional silicon solar
panels [3] and their higher power conversion efficiency [4, 5]. Note also that these materials
exhibit a wide variety of physical properties extending from superconductivity to ferromagnetism
and ferroelectricity [6–11].

The ferroelectric photovoltaic effect was discovered about half a century ago in a variety of
ferroelectric materials without inversion symmetry in which a photovoltaic response can be
generated along the polarization direction [7]. One of the key challenges for solar energy conversion
strategies is the minimization of charge recombination losses following light absorption [7]. One
strategy is based on the use of piezoelectric and ferroelectric materials, due to the potential
for the internal electric fields present in such materials to aid the spatial separation of charge
carriers [6]. Recent studies showed for example, that the internal fields in a ferroelectric single
crystal BaTiO3 (BTO) inhibit electron/hole recombination resulting in long-lived carriers in the
absence of externally applied electric potential [12].

The major constraint in most of the commonly used ferroelectric materials is their large band
gap (≥ 3 eV), thus they can only harvest sunlight in the UV range. To match their absorption
spectra to the solar radiation spectrum they can be doped with TM-elements [13,14].

Prototypical perovskite-structured complex oxide strontium titanate (SrTiO3/STO) has been
a subject of intensive discussion in recent years both experimentally as well as theoretically.
Fundamental physical aspects, as for example the presence of a 2DEG on the surface of STO [15,16],
its magnetism, correlation effects and proposed superconductivity [17] meet at the same time
with an extensive interest in the development of new materials for solar energy conversion [18].
For instance, STO doped with 3d-impurities, such as Mn, Co, Fe, and Ni, seems to be a promising
material from the viewpoint of the effective sunlight absorption [19–21]. However, STO is a
quantum paraelectric material because at low temperature, where quantum statistics dominates,
the ferroelectric ordering is suppressed and the rising of dielectric permittivity saturates [22, 23].
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So, in this material, the advantage of the internal electric field which would inhibit electron-
hole recombination is lost. Yet, STO with BTO forms a continuous series of solid solutions
Ba1−xSrxTiO3 in which STO is an incipient ferroelectric [24]. The ferroelectricity in thin STO
films can as well be induced at RT by strain [22] or by incorporating them in BTO/STO
multilayers [25].

The information about the electronic states in the valence band, the oxidation state and the
structural location of TMs in STO is still very controversial. From first-principles calculations of
the structure, the electronic and magnetic properties of STO doped with Cr, Mn, Fe, Co, and
Ni indicate that Ti can be substituted by TM ions [26]. The band structures show a variety
of electronic (half metals, metals, semiconductors) and magnetic (ferro-, antiferro- and non-
magnetic) properties [26]. Density of states (DOS) calculations [20,26] show an impurity band in
the forbidden band gap of STO and the doping slightly decreases the band gap and increases the
width of the valence band. Experimentally the ferromagnetic responses were observed in Ni and
Co-doped STO polycrystalline materials even at RT [27].

In this thesis we aim to combine experimental data with KKR one-step photoemission calculations
[28] to study the localised 3d-states of TMs, which are strongly affected by the local correlations
and will lead to in-gap states [29].

Outline

In chapter 1 of this manuscript, an introduction to transition metal oxides, the materials of
interest and their properties is given. We discuss the bulk structure and the orbital ordering of
the Ti 3d derived conduction band. The properties of STO surfaces are also presented.
In chapter 2, we give an overview of the experimental methods used in this work, as well as
the basic concepts of ARPES and XPD, followed by a description of the principle of magnetron
sputtering method and PLD growth we used to prepare our samples. In the last part, the
structural characterization techniques, x-ray diffraction (XRD), reflection high-energy electron
diffraction (RHEED) and low energy electron diffraction (LEED) will be also introduced.
In chapter 3, we present an overview of the density functional theory (DFT) and of the KKR-GF
method. The coherent potential approximation (CPA) we used to study the disorder in the
hosting material will be introduced. Ground state electronic band calculations, as well as ARPES
calculations within the one-step model of photoemission will be discussed.
The chapters 4, 5, 6 and 7, are dedicated to present our results. In chapter 4, film growth of
pristine and Ni-doped STO polycrystalline samples by magnetron sputtering is presented, and
Ni-doping effect on the structure of STO films is discussed. In chapter 5, film growth of pristine
and Ni/Fe/Cr- doped STO(001) films by PLD, as well as their structure, chemical properties
and electronic properties are demonstrated and analysed. The data will be compared to the
corresponding DFT calculations. ARPES results of the PLD grown films are performed and
compared to computational data in chapter 6. Photoelectron diffraction measurements on pure
STO and Ni-doped STO(001) films combined with XPD simulations within multiple scattering
theory will be described and discussed in chapter 7.
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Chapter1
State-of-the-art

1.1 Transition Metal Perovskites

1.1.1 Bulk structure

Transition metal oxides comprise a wide class of compounds with properties covering almost
all aspects of material science and solid state physics. These compounds belong to different
structural families which depend on their bonding characteristics (covalent or highly ionic); they
can be metals, semi-conductors or insulators [30, 31]. Perovskites are a large family of oxide
compounds having the chemical formula of ABX3, which can be described as consisting of corner
sharing [BX6] octahedral with the A cation occupying the 12-fold coordination site formed in
the middle of the cube of eight such octahedrals (see Fig. 1.1). The positively charged A site is
usually occupied by an alkaline earth. B is a 3d, 4d, or 5d TM element cation and the X-site is
often occupied by oxygen anions. In this material, the A and B cations (A2+, B4+) donate 2 and
4 electrons respectively to the three oxygen anions (O2−) with two electrons each, making ABO3

neutral. The (100) plane is either a BO2 plane or a AO plane.

Figure 1.1: Cubic crystal structure of the ABO3 perovskites and possible terminating planes of a (001) surface.
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1.1.2 Electronic structure

Due to the six-fold coordination of Ti ions by surrounding O ions, a crystal field splitting of the
degenerated Ti 3d states appears. These separated states are called t2g consisting of dxy, dxz and
dyz orbitals, and eg states with dx2−y2 and dz2 orbitals (see Fig. 1.2 (a,b)). The O 2p states also
split into the pσ and the pπ. Figure. 1.2 (d) shows the schematic electronic structure of STO
where the Ti cation has d0 electronic configuration. In the band picture, the valence band is
formed by the O 2p bands, hybridized with the Ti 3d states, and the conduction band is mainly
formed by the empty Ti 3d states.

Figure 1.2: (a) Molecular-orbital energy diagram for TiO6 octahedron (from [32]). (b) Splitting of d-orbitals in an octahedral
ligand field (from [32]). (c) Three-dimensional scheme of the first Brillouin zone of a simple cubic system showing the high
symmetric points. (d) Band structure of STO calculated in the local density approximation (from [33]).

The stability and structural distortions of perovskite crystal structures are usually discussed in
terms of Goldschmidt’s tolerance factor t, which depends on the ionic radius of the A, B and
X ions [35]. Most of the perovskite oxides are not in the cubic structure; t = 1 represents the
perfect cubic condition, the case of an ideal STO at RT. Different distorted structural variants
are formed for 0.75 < t < 1, which is the range of stability of the perovskite structure (see
Fig. 1.3). This high chemical and structural flexibility combined with the distribution of the
partially filled d states lead to the coexistence of several physical interactions (spin, charge,
lattice and orbital), which are all active together and give rise to a wide range of physical
properties and functionalities such as colossal magnetoresistance [36, 37], ferroelectricity [38],
ferromagnetism [39], superconductivity [40], charge ordering [34], and spin dependent transport
[41, 42]. These properties make perovskites good candidates in different fields of application,
including optoelectronics [43, 44], spintronics [45, 46], catalysis [47], and piezoelectric devices [48].
Moreover, the last few years have witnessed a rapid emergence of a new class of solar cells based
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Figure 1.3: Different distortion of the TiO6 octahedron and their effect on the splitting of the t2g and eg orbitals (from [34]).

on perovskites that are revolutionizing the field of solar technologies [49,50]. Transition metal
oxides also have a wide variety of surface structures which affect the surface energy of these
compounds and influence their physical and chemical properties [51]. The bulk properties of
most of them are pretty well understood. However, little is known about their surface properties
of even the simplest ones.

1.2 Material of Interest: Strontium Titanate

1.2.1 SrTiO3

At room temperature (RT), STO crystallizes in the cubic perovskite structure (space group Pm3̄m)
with a lattice parameter of 3.905 Å [52]. In its stoichiometric form, STO is a good insulator with
an indirect band gap of 3.2 eV and a direct gap of 3.75 eV [53]. STO has three phase transitions
upon cooling. STO bulk crystals are considered to be tetragonal with a=b and cmax=3.9 Å
(space group I4/mcm) between 110 K – 65 K, due to the opposite rotation of neighbouring oxygen
octahedral, orthorhombic in the range 55 K – 35 K and possibly rhombohedral below 10 K as
X-ray diffraction studies suggest [54,55]. Synthetic STO is a paraelectric material and has a very
large dielectric constant at RT. It has a ferroelectric phase transition at low temperatures [56].
STO can exhibit ferroelectric properties upon small distortion of its lattice by exchange doping
of the A-site or by applying an interface strain during films deposition with a tunable transition
temperature [57]. Experimental studies done by Rice et al. show that local magnetic moments
are induced upon irradiation of visible light in oxygen deficient STO samples at 18 K [58].
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Rao et al. demonstrated the presence of magnetic properties by irradiation with UV light up
to 400 K, which can be suppressed by annealing in oxygen [59]. These experiments indicate
that magnetic moments are related to free electrons originating from oxygen vacancies which are
either created by light or pre-existing in the bulk due to doping. These free electrons lead to
unpaired spins that are responsible for a magnetic moment.

1.2.2 SrTiO3(001) surface states

In general, the presence of intrinsic defects, such as vacancies, and the presence of extrinsic defects,
like dopants, lead to modifications of the electronic structure and the electronic conductivity of
the material. STO has shown the possibility to create a 2DEG system on its surface [15,16]. The
2D metallic state at the surface of STO and the role of oxygen vacancies in this matter have been
studied intensively both experimentally and theoretically [8, 15–17,60–63]. Using angle-resolved
photoemission spectroscopy, it has been shown that a highly metallic 2DEG can form at the
vacuum cleaved surface of STO(001) (see Fig. 1.4). The electron density of the 2DEG can be
controlled through exposure of the surface to intense irradiation. Its fundamental electronic
structure consists of multiple heavy and light sub-bands, resulting from the confinement of
electrons near the surface of STO. The surface charge carrier density of the 2D state was found
to increase under synchrotron irradiation and to saturate at a value of ne = 8× 1013 cm−2 [16].
The presence of the 2DEG is accompanied by the formation of an in-gap state at a binding
energy of 1.2 eV which also increases in intensity with irradiation. The authors attribute the
formation of the 2D system to a surface band bending caused by oxygen vacancies, consisting of
an orbitally polarized row of quantum confined t2g electrons that are highly mobile in the surface
plane. In fact, by creating a large number of oxygen vacancies by surface cleavage or irradiation,
this will lead to two dopant electrons per created vacancy, and these electrons will delocalize
within the potential generated by the positively charged layer of surface vacancies.

Plumb et al. [64] also investigated the mixed dimensionality of the 2DEG at the surface of
STO(001) wafers with TiO2 termination, using ARPES and XPS under irradiation (see Fig. 1.5).
Their results reveal that the dxy bands have a 2D dispersions with weak kz dependence, and the
dxz/yz bands show 3D dispersions different from bulk expectations. They demonstrated that
electrons which are associated with those orbitals result from the surface region, and despite
sample preparation, the characteristics of the 2DEG at the Fermi surface are the same and called
"universal". This means that the formation of the metallic state at the surface of STO and other
similar oxides goes beyond the chemical doping scenario and is affected by profound changes
in the initial states and/or spatial distribution of electrons near the Fermi level in the surface
region [64].

1.2.3 TM-doping in SrTiO3

Chemical doping or alloying is an effective approach to manipulate the fundamental properties of
materials. The lattice defects from different types of atoms and doping sites are able to modify
in various ways the properties of the hosting system. For example, TM-doping into perovskite
oxides is one of the effective strategies to absorb visible light. This is due to the dopant-dependent
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Figure 1.4: (a) Bulk conduction band of STO along ky , consisting of a heavy dxz band and a doublet of light dxy/dyz
bands. (b) The bands in (a) result from the small and large overlaps of the Ti 3d orbitals along the y direction, depicted
here for the case of 3dxy orbitals. (c) Resulting 3D Fermi surface for a given bulk doping, deduced from a tight-binding
model (from [15]). 2DEG at the surface of STO: (d) Results from Meevasana et al. (from [16]) and (e) results of Santander
et al. (from [15]).

Figure 1.5: (A) Three-dimensional view of the near-EF electronic structure of the metallic surface region on STO: (a) Fermi
surface map measured at hν=85 eV and (b) at hν=51 eV. (c,d) Band dispersion alone kx at ky=0. (e) kz scan. The
dot-dashed lines indicate the curvature of Fermi surface cuts in (a) and (b). (f) Expected shape of the 3D Fermi surface in
the bulk. (g) Representation of the mixed quasi-2D and 3D Fermi surface sheets at the STO surface. (B) Spectral evolution
of the sample as a function of irradiation time: (a) Decrease of the O 2p valence band spectral intensity during irradiation.
(b) XPS spectra of the O 1s measured at t0 and tf=1 hr. (c,d) Analogous spectra for the Ti 2p and Sr 3d core levels
(from [64].
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spectral characteristics in which the unique d-band configurations modify mainly the valence
band and/or the conduction band and form new energy levels in the band gap [19–21]. The radius
of the B-ion is about half that of the A-ion. Therefore, size considerations lead to the expectation
that the TM-ions with radii ranging from 0.5 to 0.7 Å are incorporated at B sites, and those
of the rare-earth series with r ∼ 1 Å at A sites. In addition, the calculated formation energies
indicate that when STO is doped with TM-ions, they are more likely favourable to replace the
tetravalent Ti ions at the centre of the oxygen octahedron rather than Sr ions [20, 26]. TM-ions
are not only found in cubic sites. Since the valency of TM-ions is frequently less than that of the
Ti4+ they replace, they induce vacancies on the oxygen lattice as charge compensation [65]. In
the following we are going to state some of the previous experimental and theoretical studies on
3d TM-doping of STO and the role of impurity energy levels in the conductivity of the doped
systems.

Figure 1.6: (a) EXAFS spectrum obtained at the Ti K-edge at 300 K for the SrTi0.97Ni0.03O3 sample annealed at 1500◦C
(thin line) and its best theoretical fit (thick line). The theoretical fit takes into account multiple-scattering effects. (b)
Table showing the interatomic distances (Ri) and Debye-Waller factors (σ2

i ) for three nearest shells in the SrTi0.97Ni0.03O3
sample (from [66]).

SrTiO3:Ni

Recent studies on STO doped with several 3d-impurities have shown that Ni is one of the most
promising dopants from the point of view of the effective sunlight absorption [66]. In [65, 67, 68],
the photochromic behaviour of STO:Ni grown by the fusion flame technique was investigated.
The electron paramagnetic resonance (EPR) spectra showed that features related to Ni3+−Vo
pair centres which are observed when the oxygen vacancy is empty, and to Ni3+−Vo−(−2e) pairs
created when two electrons are trapped near or at the vacancy, were systematically detected [68].
Both result from the association of a Ni3+ impurity with a nearest-neighbour oxygen vacancy Vo.
Faughnan [69] also studied the photochromic properties of STO:Ni. He demonstrated from the
EPR spectra that 80% of the observable Ni are present in the form of Ni2+ in cubic sites and
are substitutional on Ti4+ sites. The presence of Ni3+−Vo(e) was also predicted. In the case of
oxidized samples, the EPR data show the spectra related to cubic Ni3+ and axial Ni3+−Vo.

Sluchinskaya et al. [66] presented a study of Ni-doped STO using XRD and EXAFS (extented
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Figure 1.7: Site-projected partial density of states for undoped and Ni-doped STO samples with 6.5% and 12.5% of Ni
respectively (from [70]). Ti 3d states are traced in red, Ni 3d states in green, O 2p states in black and Sr 4d states in blue.
The dashed black line is set for Fermi level.

x-ray absorption fine structure) spectroscopy. The samples were prepared by solid-state reaction
method with the impurity concentration of 2-3 % and various deviations from stoichiometry.
Their results show that, independently of the preparation conditions, the most stable phases
in the samples are the single phase SrTi1−xNixO3 solid solution and NiTiO3 which can coexist.
From EXAFS data (see Fig. 1.6 (a)), they deduced that Ni atoms substitute the Ti atoms
in the centre of the cube, in the single phase SrTi1−xNixO3 sample. The table presented Fig.
1.6 (b) shows the small Debye-Waller factors for three nearest shells in this sample. The small
Debye-Waller factors for the first and second shells, which are typical for the thermal vibrations
in perovskites at 300 K, lead to the deduction that Ni atoms are located in the centre of the
perovskite cube and that oxygen vacancies are not present near the impurity atoms.

The interpretation of the data on the Ni charge state in STO seems to be different from one
reference to another. For example in [71], Beale et al. also studied STO:Ni samples (grown by hy-
drothermal synthesis at 150◦C) by XAFS (x-ray absorption fine structure) spectroscopy. XANES
(x-ray absorption near edge structure) and EXAFS spectra they obtained were qualitatively
different from the results reported in [66]. The absorption edge shift in STO:Ni with respect to
NiO was only 1.1 eV in [71], whereas in [66] it was 2.5 eV. Dissimilarity was also present in the
samples colour (beige in [71] and almost black in [66]). Müller et al. [68] came to the conclusion
that Ni has a 3+ valency state substituting the Ti sites in STO:Ni, while in [66] it is close to 4+.
These differences in sample properties can be mainly related to different methods of growth and
experimental conditions used such as temperature, pressure, and chemical reactions.

Experimental data on the electronic structure of STO:Ni and the formation of impurity bands
are rare. Yet, theoretical investigations are frequently available in literature. Lebedev et al. [70]
presented electronic structure calculations of the system within first-principles density functional
theory (the Ni concentration was 6.5% and 12.5%). The results of the site-projected partial
density of states (PDOS) calculations are presented in Fig. 1.7. At low doping level, Ni is in a
tetravalent state and the ground-state structure is diamagnetic (S = 0). A Ni impurity band is
formed in the band gap and slightly shifted toward the conduction band. When the impurity
concentration increases, Ni is found to be in a divalent state and the ground-state structure is
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Figure 1.8: (a) XANES spectra of the standards Ni metal, as-prepared and annealed SrTi0.95Ni0.05O3 samples. (b) Room
temperature M-H curves of the annealed SrTi0.95Ni0.05O3 samples (from [72]).

Figure 1.9: (a) Band structure of Ni-doped SrTiO3. (b) Corresponding total DOS and PDOS (from [20]). The zero energy
locates at the Fermi level.

paramagnetic (S = 1). Because of the magnetic moment, the energy position of the Ni spin-up
and spin-down 3d states is different: the spin-up states are pushed down below the Fermi level,
and the spin-down states are shifted up and are located in the conduction band. The Ni impurity
band in this case is shifted toward the valence band, and the Fermi level is located between the
fully occupied spin-up states and the conduction band edge.

In [72] is presented a characterization of the structural and magnetic properties of SrTi1−xNixO3

nanoparticles prepared by a hydrothermal method. The samples were annealed at 800◦C for
three hours. They observed that the average particle sizes decreases from 136.8 to 126 nm upon
Ni doping. XANES results indicate the existence of Ni metal in annealed SrTi0.95Ni0.05O3 sample,
which also exhibits a ferromagnetic behaviour at RT (see Fig. 1.8).

A first-principles study of the electronic structure of Ni-doped STO (Ni concentration is 12%)
was also carried out by Dong et al. and Li et al. [20,26]. As it is observed in Fig. 1.9 (a), the
band structure of STO doped with Ni, where Ni atoms substitute Ti atoms, shows the formation
of new states in the middle of the gap, and the indirect band gap is reduced to 0.7 eV (the
calculated band gap of the pure STO is 1.9 eV) [20]. The defect bands are close to the valence
band, which indicates that Ni impurities are acceptors, leading to an increase of oxygen vacancies
and hole concentration. The corresponding total DOS and the PDOS of the doped system are
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presented in Fig. 1.9 (b). A wide isolated defect peak appears in the middle of the band gap,
close to the valence band. It is purely related to Ni 3d states and O 2p states. Ni 3d states
contribute to the whole valence band but not to the conduction band.

SrTiO3:Fe

Fe-doped STO represents another model of an acceptor doped large band-gap electroceramics [73].
The mixed valence (Fe3+/Fe4+) character of the dopant produces a charge imbalance with
respect to the lattice which is usually compensated by oxygen vacancies [74]. Several theoretical
approaches to Fe doping effects in STO have shown a formation of electronic in-gap states (see
Fig 1.10). Their degree of localization and bandwidth can be different because they strongly
depend on the doping level, the Fe valence state and the method used for the calculations [75–77].

Figure 1.10: PDOS for (a) pure STO and (b) Fe-doped STO showing the formation of new states in the band gap of the
doped system. These states purely belong to Fe impurity bands (from [26]).

Figure 1.11: (a) Fe L-edge x-ray absorption spectrum obtained in the Auger electron yield mode for the STO film doped with
2% Fe. Peaks A and B can be attributed to mostly divalent and trivalent Fe ions. (b) Selected valence band photoemission
spectra for the same system, obtained for photon energies on- and off-resonance. Photon energies of 708.8 eV and 710.5 eV
correspond to the positions of the peaks in the XAS spectrum. 700 eV is the off-resonance photon energy (from [78]).

Recent experimental studies demonstrated that STO:Fe thin films exhibit no significant Fe4+

contribution, even when the growth is performed at high oxygen pressure [79]. Analysis of the
Fe 2p core level in single crystalline STO films showed that for doping concentrations less than
2%, the valency of Fe is rather a combination of 2+ and 3+ with a divalent contribution situated
mostly on the surface [80]. X-ray absorption spectroscopy (XAS) measurements confirmed the
mixed valence state of Fe independently from the doping concentration (see Fig. 1.11). This
study also shows that annealing the samples increases the relative Fe2+ signal ratio [78].
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SrTiO3:Cr

Several recent experimental and theoretical studies showed an enhancement of optical properties
of Cr-doped STO [81, 82]. Alvarado et al. reported that the electroluminescence spectra of
Cr-doped STO arises due to positioning of Cr3+ in an octahedral ligand field which influences the
resistive switching process by involving trapping and detrapping of electrons at the Cr site [83].
Jing et al. reported that Cr dopant exists as Cr3+ and Cr6+ ions in STO [82], the latter usually
behaving the trapping centre for the photoinduced electrons. By applying a hydrogen treatment
on the Cr doped STO samples, it is possible to reduce Cr6+ to Cr3+ and therefore increase the
concentration of the charge carriers. Similar results on Cr oxidation states in STO were also
presented by Lacz et al. [84] for SrTi1−xCrxO3 samples obtained by sol-gel method. In addition
to the contribution of Cr6+ and Cr3+, they found that the Cr3+/Cr6+ ratio strongly affects the
electrical properties of the material. Wan et al. [85] reported that Cr doped STO exhibits low
resistance with noticeable reversible hysteretic loops observed when a low voltage is applied. To
explain this behaviour, they believe that the migration of oxygen vacancies resulting from the
substitution of Cr3+ at the Ti4+ sites, is responsible for the resistance switching. Cr doping
induces a transition from insulator to metal [86,87], as well as a significant modification of the
electronic properties and band structure of the hosting system [88,89].

Other 3d TM-ions were also used for doping, such as Co, Mn, V, Mo to study the effects of each
element on the fundamental properties of STO [20,26,65,69,90].

1.3 NiO

One of the main systems we are going to study is STO doped with Ni in which Ni atoms substitute
Ti sites. This doping results in a chemical environment for Ni ions similar or close to the one for
Ni in NiO. Therefore, using NiO as a reference to understand the fundamental physics behind
the structure of the Ni 2p core level and other features is necessary.

Figure 1.12: Crystal structure of NiO.

NiO is the more stable oxide form of nickel classified as a basic metal oxide [91]. It has a cubic
structure with octahedral Ni2+ and O2− sites as it is shown in Fig. 1.12. The understanding of its
electronic structure is a long-standing problem and has been a subject of many experiments and
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discussions over years due to the strong electronic correlation. To simply illustrate the problem,
NiO has a partially filled d band as the Ni atom has eight 3d electrons. Its valence band is
composed of O 2p band and localized Ni 3d electrons with Ni2+ (3d8) ionic configuration [92], and
therefore would be expected to be metal according to the one-electron band structure theories.
However, the strong Coulomb repulsion between the d electrons leads instead to a wide band gap
(∼ 4 eV from experiments) [92,93]. NiO is therefore defined as a charge-transfer-type insulator
at RT.

1.3.1 Electronic structure

Veenendaal et al. [94] and Tanaka et al. [95] gave a theoretical description of core levels in NiO
in which they related the shape of the 2p photoemission spectra to the presence of neighbouring
other Ni atoms. In fact the core level is a mixture of two processes happening: the first is due to
screening electrons coming from the surrounding ligands and the second is due to the electrons
coming from ligands around a neighbouring Ni ion. These two processes explain the double
peaked main line of NiO (see Fig. 1.13 (a))

Figure 1.13: (a) Photoemission spectrum of the 2p3/2 core line in NiO (1) and the calculated spectrum in the non-local
screening approximation (2). The inset shows the sketch of the mechanism of the local and the non-local screening processes;
the splitting of the main line is due to two screening channels, a local one (d9L−1) and the non-local one 3d9L(3d8L−1).
(b) Energy level diagram for the initial and final state photoemission of a Ni core line in NiO. In addition, the processes
leading to an unscreened core hole c−1d8L, a locally screened core hole c−1d9L−1, and a non-locally screened core hole
c−1d9L(d8L−1) are shown. (data and caption from [94,96]).

Uhlenbrock et al. [97] measured the Ni 2p and O 1s core level spectra of NiO single crystal with
XPS using monochromatic Al Kα radiation, as a function of ion bombardment. Some of the
results are depicted in Fig. 1.14. They came to the conclusion that Ni3+ defects can be produced
in NiO by sputtering but not during the growth or cleavage. However, the feature at 855.6 eV on
the freshly cleaved perfect surface is related to correlation effects (see Fig. 1.14 (a)).
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In these references [98, 99], the surface and interface effects in the Ni 2p XPS spectra of NiO
were reported. As presented in Fig. 1.15 (a), the Ni 2p3/2 surface-enhanced XPS shows a relative
enhancement of the intensity of the well-known satellite at 1.5 eV higher binding energy from
the main line, indicating a significant surface contribution of this satellite. The theoretical
cluster calculations (Fig. 1.15 (b)) show that for surface Ni atoms having a pyramidal symmetry,
the main line of the spectrum is shifted by 1 eV towards higher binding energy, and therefore,
considerably contributing to the intensity of the satellite at 856 eV. Yet, other effects like non-local
screening have also to be taken into account as they are located at the same binding energies
and overlap with the surface compounds related.

Figure 1.14: (a) Ni 2p XPS of a NiO(100) single crystal after successive sputter cycles. Sputter conditions: a, freshly cleaved
in vacuum; b, 1 min/0.5 keV; c, 1 min/0.5 keV; d, 5 min/0.5 keV; e, 5 min/1 keV; f, 5 min/1.5 keV; g, 5 min/2 keV; h,
10 min/4.5 keV. (b) Intensity plot of the Ni0 and Ni3+ intensities from the Ni 2p3/2 spectra of pane (a). (c) O 1s XPS
corresponding to the Ni 2p XPS of panel (a) (from [97]).

Resonance photoemission spectroscopy studies have been also performed on NiO valence band at
photon energies in the vicinity of Ni 2p absorption threshold [100–102]. The Ni L-edge absorption
spectrum of NiO is presented in Fig. 1.16 (b). It shows a spin-orbit splitting of the L2 (2p1/2)
and L3 (2p3/2) edges. The different features observed are the main lines (labelled 2 and 13 in
the spectrum), the multiplet structure located at 1.5 eV higher photon energy from the main
line, and the satellite structure located at 6 eV higher photon energy from the main line. The
multiplet structure is related to a multiplet splitting of the 2p53d9 state which results from
Coulomb interaction, exchange interaction, and crystal field effects [102,103].
The spectral intensity of the valence band as a function of the binding energy and photon energy
around the Ni L3 absorption edge is presented in Fig. 1.16 (a) from [101]. At the resonance
with photon energy corresponding to the main XAS line, the valence band shows a very strong
enhancement in intensity mainly at binding energies of 3.5 eV, 5 eV and 9.5 eV, and they related
them to the resonance of the main Ni 3d states, multiplet structure and the satellites, respectively.
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Figure 1.15: (a) Experimental XPS spectra of a NiO thin film measured at (1) 1486.6 eV and (2) 1000 eV photon energies.
(b) Results of the cluster calculations performed in (1) octahedral symmetry, (2) a combination of a 60% octahedral and
40% pyramidal symmetries, and (3) pyramidal symmetry (from [98]).

Figure 1.16: (a) Angle-integrated photoemission spectra of the NiO valence band at photon energies corresponding to the
Ni 2p absorption edge (from [101]). (b) Ni 2p absorption spectrum of NiO [102]. (c) The total density of states of NiO
compared with the experimental angle-integrated photoemission and inverse photoemission (from [104,105]).

All previous studies on NiO and its electronic structure revealed the strongly correlated character
of NiO. Theoretically, NiO is a typical example of the failure of DFT within the local density
approximation (LDA) to produce the electronic ground state as it underestimate the Coulomb
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interaction of the system. Minár et al. [106] calculated the total density of states of NiO by
means of the full-potential KKR method and used U = 8 eV and J = 1 eV as parameters for the
Coulomb interaction in the 3d shell (LSDA+U) and found that this approximation is sufficient
for the band gap to match the experimental data as it is shown in Fig. 1.16 (c). However, it
does not describe properly the several features seen at high binding energies in the valence band,
in particular the satellite structure at a binding energy of about −10 eV. The use of LDA with
the dynamical mean-field theory (DMFT) gave better match with the experiments in which all
features where successfully reproduced (see Fig. 1.16 (b) the solid black line).
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Chapter2
Experimental Methods

Spectroscopical methods are important tools in fundamental research as well as in applications
where determination of the electronic structure, elementary composition and local atomic structure
of a material are of interest. In the following, photoelectron spectroscopy and other x-ray based
electron spectroscopies we used to perform our experiments are presented.

The samples we studied are pristine and transition metal doped STO thin films grown by
magnetron sputtering and pulsed laser deposition. To optimize the growth process, the atomic
structures of the films was characterized by high and low energy electron diffraction, and X-ray
diffraction.

2.1 Photoelectron Spectroscopy

Photoelectron spectroscopy (PES) is considered as one of the most powerful techniques to
study the electronic structure of solids and surfaces. It has significantly contributed to the
understanding of fundamental principles in solid state physics. Historically, the first experiments
that revealed the interaction between light and solids, known today as the photoelectric effect
(PE), were performed by Heinrich Hertz in 1887 [107]. In 1905, Albert Einstein presented a
theoretical explanation based on the quantum concept of Max Planck [108]. The PE is the
phenomenon in which the absorption of light (photon) by a surface induces the emission of
electrons from the surface. When the electron absorbs one of these photons, it uses part of the
energy from the photon to escape from the surface. This energy is known as the work function
φ0 of the material. The remaining energy of the photon goes into kinetic energy Ekin of the
electron. Thus, we can write

Ekin = ~ν − φ0. (2.1)

PES is non-destructive probe to examine the chemical composition (core level spectra) of a solid
by XPS and its electronic structure (valence band) with ARPES. Figure. 2.1 shows the sketch of a
photoelectron experiment and its fundamental principle. Photons from a monochromatized light
source are directed on a sample and the photoelectrons, generated by the photoelectric effect,
are analysed with respect to emission angle and kinetic energy by an electrostatic analyser. The
sample and the detector are kept in an ultra-high vacuum (UHV) chamber in order to minimize
surface contamination. The light source used for these measurements is either a synchrotron
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Figure 2.1: a) Principle of a photoelectron spectrometer. b) Schematic view of the photoelectron process in the single-
particle picture. Electrons with binding energy EB can be excited above the vacuum level Evac by photons with energy
hν > EB + φ0. The photoelectron distribution can be measured by the analyser and is -in first order- an image of the
occupied density of electronic states N(EB) in the sample (from [96]).

radiation, a discharge in a rare gas, an X-ray tube or a laser. By measuring the intensity of the
emitted photoelectrons as a function of their kinetic energy and their emission angles, one can
determine the binding energy EB of the electrons in the solid and their momentum p, respectively,
from the following equations:

Ekin = ~ν − φ0 − EB, (2.2)

p = (2mEkin)1/2. (2.3)

Three-step model

A very successful model which is used in photoemission and well known in literature to simplify
the photoemission process, is the three-step model (see Fig. 2.2) [109]. The steps are described
as follows:

1. Excitation of an electron in the solid by absorption of a photon ;

2. Propagation of the photoexcited electron to the surface ;

3. Escape of the electron from the solid into the vacuum.

In the first step, by applying a small perturbation ∆, the transition probability w per unit time
between the initial state Ψi and the final state Ψf of N -electrons is calculated by Fermi’s Golden
Rule:

wi→f = 2π
~
|〈Ψf |∆|Ψi〉|2 δ(Ef − Ei − ~ω), (2.4)

and the general expression of the photoemission intensity at a given energy E and momentum k

is expressed by:
I(k, E) ∼ |〈ψf |A.p|ψi〉 |2f(E)A(k, E). (2.5)

The matrix element 〈ψf |A.p|ψi〉 describes the excitation of the photoelectron from the solid and
involves the electron-photon interaction to the photoemission intensity. It can be described in the
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Figure 2.2: Illustration of the three-step and the one-step model in PES. The threestep model consists of (1) photoexcitation
of an electron, (2) its travel to the surface and (3) its transmission through the surface into the vacuum. In the one-step
model a Bloch wave electron is excited into a wave that propagates freely in the vacuum but decays away from the surface
into the solid (from [96]).

framework of the sudden-approximation where the many-body interactions and the relaxation
processes of the system are not included. Therefore, the initial system is described as a N − 1
body state with a single electron state with wavefunction ψi, and the final system consists of
N − 1 particles and an electron final state with wavefunction ψf . p stands for the electron
momentum operator and A for the electromagnetic vector potential of the photon radiation that
depends on the light polarization and the photon energy [96].

A(k, E) is the spectral function and f(E) the Fermi-Dirac distribution. The spectral function
A(k, E) describes the probability with which an electron can be removed or added from an
electron system in its ground state, modified by many-body interaction like electron-electron,
electron-spin or electron-phonon interactions. This many-body interaction can be taken into
account in the energy by adding to the single-particle electron energy E0(k), a so-called self-energy
Σ(k, E):

Σ(k, E) = ReΣ + iImΣ, (2.6)

and the spectral function can be written as

A(k, E) = 1
π

ImΣ
(E − E0(k)−ReΣ)2 + (ImΣ)2 . (2.7)

In the independent particle approximation in which there no interactions are present, the self-
energy is equal to zero and the spectral function becomes a delta function. In an interacting
system with a finite self-energy, the initial band structure E0(k) is broadened by the imaginary
part of the self-energy ImΣ and shifted by the real part ReΣ [96]. The measured spectra
therefore contain information about the many-body interactions that occur in the solid after the
photoemission process.

In the second step, one dominant mechanism that reduces the number of photoexcited elecrons
reaching the surface is the electron-electron interaction [110]. The intensity of the primary
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Figure 2.3: The electron energy dependent values of the inelastic mean free path λ in various materials exhibit a general
trend that is highlighted by the dashed line (data taken from [111]). The different spectral ranges of radiations are shown
in the graph.

photoelectrons, I0, is damped as a function of the distance d in the solid. The intensity decay
can be expressed as followed:

I(d) = I0 exp−
(

d

λ(E)

)
, (2.8)

where I(d) is the intensity after the primary photoelectrons have travelled the distance d in the
solid. The parameter λ(E), termed the inelastic mean free path, is defined as the distance an
electron beam can travel before its intensity decays to 1/e of its initial value. Assuming that the
scattering frequency 1/τ (τ = lifetime) is isotropic and depends only on E, therefore, the λ(E, k)
is given by

λ(E, k) = (τ/~)dE/dk. (2.9)

λ(E) is described by the so-called universal curve (see Fig. 2.3). It indicates the surface sensitivity
of the ARPES measurements. In UV-PES, the mean free path of an electron excited by a photon
energy ~ν = 20− 100 eV is between 5− 7 Å, resulting in a sensitivity to the surface layer of the
probed material. If the photon energy increases to 1000 eV, the mean free path is around 20 Å.

In the last step, the electron escapes the solid into the vacuum, where it is detected by an electron
analyser. The escaping electrons are those for which the component of the kinetic energy normal
to the surface is sufficient to overcome the surface potential barrier; the other electrons are totally
reflected back into the bulk.

Definition of k and momentum conservation: Band structures are usually plotted in the
reduced zone scheme. The bands outside the first Brillouin zone are folded back into the first
Brillouin zone by adding the appropriate reciprocal lattice vector G. Therefore, the wave vector
of the photoexcited electron within the crystal is K = k + G, where k is the quantum number
that defines the electron states. In the crystal, the wave vector of the photoelectron can be
divided into a component parallel and a component orthogonal to the surface. For the wave
vector parallel to the surface K‖, one has

p‖/~ = K‖ = k‖ + G‖. (2.10)
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Due to the translation symmetry along the surface, the momentum component parallel to the
surface is conserved, which is Snell’s law,

k‖ = [(2m/~2)Ekin]1/2 sin θ. (2.11)

The component orthogonal to the sample surface K⊥ (or k⊥) is not conserved in the emission
process because of the broken inversion symmetry along the crystal normal. The out-of-plane
component can be obtained by the assumption of a free electron final state in the vacuum, with
a dispersion. The kinetic energy outside the crystal is determined by [96]

Ekin = ~2/2m[K‖ + (p⊥/~)2] = Ef (k)− Ev, (2.12)

where Ev (< 0) is the energy of the bottom of the valence band and p⊥/~ is the perpendicular
component of the electron wave vector in the vacuum. The out-of-plane component k⊥ is therefore
given by [112]

k⊥ = 1/~
√

2me(Ekin cos2 θ + V0 + φA), (2.13)

where V0 is the inner potential and φA is the work-function of the analyser.

In practice the dispersion with k⊥ is obtained by scanning the photon energy. For 2-dimensional
states, k⊥ does not disperse due to the finite extension of the states in out-of-plane direction.
Yet, 3-dimensional states show a distinct dispersion with k⊥. In this case, the unknown inner
potential V0 can be determined experimentally, based on the periodicity of the 3-dimensional
states with the out-of-plane momentum according to the Brillouin zone size of the material.

While the three-step model makes the photoemission process quite comprehensible and easy to
discuss, it is no more than a useful approximation. In order to theoretically treat the process
correctly the true final state has to be introduced into equation (2.4) in addition to the initial
Bloch state. The three-step model and its relation to the correct one-step model are sketched in
Fig. 2.2. In the one-step model one considers the excitation from an initial state (Bloch wave
in the crystal) into a damped final state near the surface, the damping taking care of the short
mean free path of the electrons in the solid. More details will be presented in the next chapter,
section 3.3.

2.2 Resonant Photoemission Spectroscopy

Resonant photoemission is the photoelectron emission process that occurs in the vicinity of
an X-ray absorption edge, that is with a photon energy around the binding energy of a core
level. This phenomenon leads to pronounced effects for strongly correlated electron systems
with transition metals where there is a huge enhancement in the photoemission cross section
at resonance. The resonant photoemission process is most prominent for systems where the
electrons of partially filled valence shells retain some of their atomic-like properties while at the
same time they may or may not contribute to the solid state bonding.

Here, we will focus on resonant photoemission from the valence states. In the direct photoemission
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process, a photon is absorbed causing the transition of one electron from a valence state into the
continuum and detected at some energy εp. The process can be written as

|ψg〉+ ~ω → |ψf (υ), φp〉, (2.14)

where ψg is the N -electron ground state with energy Eg, ψf (υ) a N − 1-electron final state
with a valence hole (υ) and energy Ef , and φp the photoelectron wave function. From energy
conservation we have εp = ~ω − Ef + Eg and the spectral intensity is given by

I(εp, ω) =
∑
f

|〈ψg|T (ω)|ψf (υ), φp〉|2δ(~ω − εp − Ef + Eg). (2.15)

In non-resonant photoemission, there is only the direct process where the transition operator
T (ω) corresponds to the interaction of the electrons with the photon field Vrad ≡ − e

mcA.p. Here,
A is the vector potential of the light, p is the electron momentum and Vrad does not explicitly
depend on the photon energy ω.

Figure 2.4: (a) Processes involved in resonant photoemission measurement at an L absorption threshold. The left diagram
shows direct photoemission from 3d states. On the right, the two diagrams describe the two step process of absorption
followed by a coherent Auger decay. In both cases the initial and final state are identical. (b) Characteristic Fano profiles
for different q-values.

For photon energies around the absorption threshold, a new transition channel opens up, its
the photoabsorption from a core-level followed by the decay of the core-excited state through
auto-ionization. In the latter process the excited electron and one valence electron scatter by
Coulomb interaction such that one electron fills the core hole and the other one is ejected as
the photoelectron (see Fig. 2.4 (a) for transitions involved in an L-edge resonant photoemission
experiment). The core-excitation and auto-ionization have to be considered as a coherent (one-
step) process which leads to the same final state as the direct photoemission process. The
resonant process is

|ψg〉+ ~ω → |ψm(c, k)〉 → |ψf (υ), φp〉, (2.16)

where ψm denotes a N -electron intermediate state with one core-hole (c) and one electron in an
excited state (k). When the resonant process is included, the transition operator becomes [95,113]

T (ω) = Vrad + VC
∑
m

|ψm〉〈ψm|
~ω + Eg − Em + iΓm/2

Vrad. (2.17)

Here, VC = e2/r12 is the electron-electron Coulomb interaction responsible for the auto-ionization
process, Em is the energy of the intermediate state and Γm the life-time width of the core-excited
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state. We note that if the coherence is lost in the intermediate state |ψm(c, k)〉, the final states
of the two channels differ and an incoherent Auger decay occurs, which does not interfere with
the direct photoemission channel.

A simple description of resonant photoemission was first provided by the Fano theory [114]. It
was first used in 1961 by Fano to describe the absorption spectrum of helium which is influenced
by interference between the auto-ionizing resonances and the direct process. In this model, the
Hamiltonian is diagonalized into a subspace which consists of one discrete core-excited φ with
energy Eφ and one continuum ΨE with states of energy E. The non-diagonal matrix elements
VE are between the discrete state and the continuum. In the resonant photoemission process, φ
is the core-excited intermediate state and VE is the Auger matrix element for the decay step.
The eigenfunctions of the continuum states ΨE can be expressed as

ΨE = aEφ+
∫
dE′bEE′ΨE′ , (2.18)

where aE and bEE′ are wave function coefficients. The transition matrix element T to excite the
state ΨE from the ground state Φg can then be written as

〈ΨE |T |Φg〉 = a∗E〈φ|T |Φg〉+
∫
dE′b∗EE′〈ΨE′ |T |Φg〉. (2.19)

The ratio f between the transition probability |〈ΨE |T |Φg〉|2 and the probability of the transition
to the unperturbed continuum |〈ΨE |T |φg〉|2 gives the Fano resonance lineshape curves

f(ε) = (q + ε)2

ε2 + 1 . (2.20)

The variable ε represents a reduced energy for which the resonance energy is located at 0 and
q is the asymmetry strength parameter that determines the shape of the resonance. The Fano
resonance lineshape curves f(ε) are plotted in Fig. 2.4 (b) for different values of q. At the limit
ε → ±∞, i.e. far away from resonance, the discrete state has no influence and f is close to 1.
The maximal enhancement is given by q2 + 1 and is located at positive ε close to ε = 0.

Back to equations (2.15) and (2.17), the photocurrent in resonant photoemission can be expressed
as [115]

I(ω, εp) =
∑
υ

|〈φp|Vrad|φυ〉+
∑
c,k

〈φpφc|VC |φυφk〉 − [υ ↔ k]
~ω + εc − εk + iΓck/2

〈φk|Vrad|φc〉|2δ(~ω− εp+ ευ), (2.21)

where ([υ ↔ k]) denotes the exchange term and all other notation is obvious from the foregoing.
The first term in equation (2.21) represents the direct photoemission, whereas the second term
considers the Auger decay channel. The sum goes over several intermediate states between the
two channels inducing the interference.
In the Fano model with one core-hole excitation, the photoemission intensity can be written as

I(ω, εp) ≡ |〈φp|Vrad|φυ〉|2.
(q + ε)2

(1 + ε2) , (2.22)

where the reduced energy ε is equal to (hν−hν0
πV 2

E
), with hν0 the resonance energy and VE the

matrix element for the Auger decay. The parameter q is also connected to the matrix elements
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of the involved processes. In case of resonant photoemission at the L-edge (see figure (2.4(a))),
one can write [116]

q = 〈3d|Vrad|2p〉
πVE〈εp|Vrad|3d〉

. (2.23)

Here, the numerator contains the matrix elements for the X-ray absorption process whereas the
denominator carries both Auger decay (VE) and direct photoemission processes.

2.3 Photoelectron Diffraction

XPD is a method for the analysis of surface atomic structure including morphology and chemical
composition. It is a scattering technique based on electron scattering that thus provides local
structural information [117]. The physics of this technique can be explained as follows: by sending
an incident beam of monochromatic X-rays, photoelectrons from a core level of a near-surface
atom of a solid will be emitted (the emitter). Elements of the outgoing photoelectron wavefield are
elastically scattered by atoms neighbouring the emitter which result in interference of the different
scattered elements with the directly emitted part of the wavefield (see Fig. 2.5). Depending
on the photoelectron wavelength and the scattering path-length differences, constructive or
destructive interferences will happen. That requests to adjust the detected intensity in specific
directions as a function of photoelectron energy (angle-scanned mode) or at fixed energy as a
function of emission direction (energy-scanned mode). These adjustments are therefore typical
properties of the local scattering geometry and the local structure.

Figure 2.5: Schematic diagram showing the main scattering paths which contribute to the photoelectron diffraction process
in the case of: (a) an adsorbate structure determination using backscattering; (b) a molecular orientation determination
using forward scattering (from [118]).

Two different electron energy ranges describe distinguishable applications of the technique. The
first one is expressed by the use of relatively low electron energies (less than 500 eV), in which
backward scattering effects are reasonably strong. If the emitter stands in the most external
layer of the surface, scattering from the layers below gives information on the record of these
overlayer atoms (Fig. 2.5 (a)). This is powerful and suitable to study the local distribution of
different elemental specificities on surfaces. In this backscattering mode of the technique, the
scanned-energy mode of data collection as well as the angle-scan experiments are appropriate.
The second case sketched in Fig 2.5 (b) consists in using higher electron energies. Then, the
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electron elastic scattering cross-section of the atoms tops out strongly in the forward direction
around 0◦ scattering. The photoelectron diffraction peak related to this forward scattering is
in the zero order since it does not include a scattering path-length difference and its angular
location is independent of the energy. This obviously means that only angle-scan experiments are
convenient at high photoelectron energies. In addition, the emitter should not be at the outer
atomic layer. Still, the final state given by the interference between the direct and the coherently
scattered components of the photoelectron signal, as we mentioned above, depends strongly on
the electron kinetic energy, the detector geometry and the position of the emitter atom relative
to the scatterers. The variation of all these parameters results in a change in the interference
conditions and thus can be used to extract geometrical information. More details about XPD
and its applications can be found in the references [119–123].

2.4 Synchrotron Measurements

The majority of the data presented in this thesis have been measured at PEARL, ADRESS and
CASSIOPEE beamlines of the SLS and SOLEIL synchrotrons.

2.4.1 High-Resolution Angle-Resolved Photoelectron Spectroscopy

The ARPES measurements presented here were performed at the high-resolution angle-resolved
photoemission spectroscopy (HR-ARPES) endstation at the CASSIOPEE beamline of SOLEIL.
The photoelectron analyzer in use is a Scienta R4000 hemispherical analyzer. Its angular
acceptance was set to 30◦ for the present experiments. The sample can be moved by a motorized
6-axis manipulator (x, y, z, θ, ψ, φ), and cooled down to 90 K with liquid nitrogen cryostat. The
combination of an angular acceptance of 30◦ and the rotation θ makes it possible to scan a
large area of the reciprocal space. The CASSIOPEE beamline uses two undulators that provide
linearly (vertical or horizontal) or circularly (right or left) polarized photons in the 8− 1500 eV
energy range with best working conditions regarding the intensity in the range from 20 eV to 800
eV. In order to transform the emission angle θ and φ in the geometry of the HR-ARPES setup
to the momentum of the electrons, we used the following equations (see eq. 2.11 and eq. 2.13):

kx‖ = 1/~
√

2meEkin sin θ cosψ (2.24)

ky‖ = 1/~
√

2meEkin sin θ sinψ (2.25)

kz⊥ = 1/~
√

2me(Ekin cos2 θ + V0 + φA). (2.26)

2.4.2 Soft X-ray Angle-Resolved Photoelectron Spectroscopy

In chapters 5 and 6, part of the presented data (mainly resonant ARPES measurements) were
collected at the soft x-ray ARPES endstation at the ADRESS beamline of SLS. At this beamline,
the photon energy range is between 300 eV and 1600 eV with linearly (left, right) and circularly
(left, right) polarized light. The analysis chamber is connected to a PHOIBOS 150 hemispherical
analyser having an angular acceptance of ±8◦. Note that the momentum resolution as well as the
photoionisation cross section for valence band states are reduced at higher photon energies. To
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optimize the signal, a high pass energy of the analyser is chosen, reducing the energy resolution.
The special advantage of the soft x-ray ARPES in the study of oxide materials is the possibility
to measure resonant photoemission at the transition metal resonances (here Ti L-edge and Ni
L-edge) to get information on correlations and hybridizations.

Here, the momentum of the photon is not negligible and does contribute to the photoelectron
momentum (this contribution is comparable to the size of the Brillouin zone). For this reason, a
correction for the expressions of eq. 2.11 and eq. 2.13 is required as follow [124]:

kx‖ = 1/~
√

2meEkin sin(θM + θA)− hν

~c
sin(α− θM ) (2.27)

ky‖ = −1/~
√

2meEkin sin(ψM + ψA)− hν

~c
sin(α− θM ) sinψM (2.28)

kz⊥ = 1/~
√

2me(Ekinθ + V0 + φA)− k2
‖ −

hν

~c
sin(α− θM ), (2.29)

where θA and ψA are the angles between the electron momentum and the analyser. The angles θM
and ψM are for the manipulator rotation angles parallel and perpendicular to the slit, respectively
(see Fig. 2.6 (c)).

2.4.3 Angle-Resolved Photoelectron Diffraction

For the characterization of local atomic structure of our thin films, we used the photoemission
station connected to the PEARL beamline of SLS where the photoelectron diffraction measure-
ments were performed. The beamline is installed at the 1.4 T bending magnet X03DA that
provides mainly linearly horizontal polarized light in the energy range of 60 − 2000 eV. It is
optimized for high photon flux in the range between 500 and 1000 eV where most photoelectron
diffraction measurements of the lighter elements take place.

Figure 2.6: (a) Measurement geometry in the ARPES chamber at PEARL. The coordinate axes x, y and z are fixed in the
laboratory frame of reference. Photoelectrons are detected in the xz plane under the acceptance angle −30◦ ≤ α ≤ +30◦
centered on the x axis. The synchrotron beam enters at an angle β = 60◦ with respect to the x axis, the polarization
vector of horizontal light is in the xy plane. The sample can be moved in the x, y and z directions, and rotated about the z
(polar angle θ) and y′ (tilt angle ψ) axes, as well as about the surface normal n (azimuthal angle φ). (b) Scanning scheme
of angle-scanned photoelectron diffraction in the spherical coordinate system in stereographic projection. A full scan of
emission angles in the hemisphere is a combination of polar (θ) and azimuthal (ψ) scans. Each of the curved lines in the
plot corresponds to the angle range detected in one shot. For clarity, only a few angles are shown (from [125]). (c) Setup of
the ADRESS beamline with marked analyser angles θA, ψA and the manipulator angles θM , ψM (α=20◦) (from [124,126]).

For the polar-angle-scanned XPD data presented here, a two-dimensional manipulator scan of
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(θ, φ) was used for the measurements, and the intensity distribution I(E,α) at each scan position
was recorded with a EW4000 electron analyser that contains a two-dimensional multi-channel
plate detector (see Fig. 2.6 (a,b)). Technically, the distribution of photoelectron counts depends
strongly on the polar emission angle α due to the angular dependence of the differential pho-
toionization cross section. In addition, the cross section of the analysed volume or the escape
depth can also modify the signal. These reasons made the processing of the experimental data
complex and in addition a normalization procedure is required after averaging and smoothing
the measured data [125]. All details about the procedures we used can be found at the following
website: https://gitlab.psi.ch/pearl-public/igor-procs.

2.5 Sample Growth

2.5.1 Radio Frequency Magnetron Sputter Deposition

Radio frequency (RF) magnetron sputtering is a technique where argon ions are accelerated by a
RF electric field to hit a target made of the material to sputter. The target is sputtered in all
directions and sputtered atoms will reach the substrate placed in front of the target. When a
magnetic field is used to fold ion and electron trajectories, the mean free path and sputtering yield
are increased. This technique is a low-cost and easy control method for film growth, especially
suitable for large-scale film deposition.

In this study, STO films were deposited by RF (13.56 MHz) magnetron sputtering using a BOC
Edwards TF 600 coating system. Before sputtering, the deposition chamber was evacuated to a
base pressure of 2.10−4 Pa. Substrates were cleaned by ion etching in argon plasma by applying
RF power of 200 W for 15 minutes at 0.2 Pa. A pure target of STO was placed on a magnetron
connected to the RF power supply. The deposition was kept under constant discharge RF power
(400 W). The films were deposited on amorphous Si substrates at 400◦C in argon atmosphere at
constant pressure 0.6 Pa. The thickness of the films was in the range of 70 to 100 nm. In case of
Ni-doped STO deposition, Ni pellets were placed on the deposition target.

2.5.2 Pulsed Laser Deposition

PLD has gained a great deal of attention in the past few years for its success in depositing
materials of complex stoichiometry. PLD was the first technique used to successfully deposit
a superconducting YBa2Cu3O7 thin film. Since that time, many materials that are normally
difficult to deposit by other methods, especially multi-element oxides, have been successfully
deposited by PLD. This is a physical vapour deposition technique like RF sputtering where a
high power pulsed laser beam is focused to strike a target of the desired composition. Material
is then vaporised and deposited as a thin film on a substrate facing the target. This process
can occur in ultra high vacuum or in the presence of a background gas, such as oxygen when
depositing films of oxides [127] (see Fig. 2.7 (a,b)).
Growing oxide thin films involves a number of requirements. Often, epitaxial growth of a
material is preferred and therefore the choice of the appropriate substrate material is important.
Basic requirements are: a good crystallographic lattice match between film and substrate; the
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Figure 2.7: (a) Sketch of the PLD setup with the relevant components. (b) Photograph of the plasma plume taken in the
setup used in Würzburg.

substrate material should be chemically compatible with the film; film and substrate should
have comparable thermal expansion coefficients, and a thermodynamically and chemically stable
surface. Essential for some applications is to choose selectively the chemical termination of the
surface [128,129]. Other variables in the PLD growth process should be controlled such as the
laser power and repetition rate, the oxygen background pressure, the target to substrate distance
and the substrate temperature. However, once the correct parameters for a type of material are
found, a high-quality growth is possible.

The PLD system used for the growth of films studied in this thesis is a laser beam with a
wavelength of 248 nm and an energy of approximately 62 mJ per pulse (1.8 J/cm2). The pulses
have a repetition rate of 1 Hz. As target, commercially available, pressed powder with the desired
stoichiometry are used (pure SrTiO3, (NiO)0.06:(SrTiO3)0.94 and (NiO)0.12:(SrTiO3)0.88). The
substrate has a size of 0.5×5×10 mm3 and is clamped on top of a Nb doped STO substrate.
Before and during film deposition, the substrate is heated by an infrared (IR) laser directed at
the back side of the sample holder. The temperature is measured with an internal pyrometer. For
the samples grown for this thesis, a temperature of approximately 700◦C and oxygen pressure of
1.10−1 mbar were chosen. The substrates used for film growth had a (001) surface to reach a
layer-by-layer growth condition. The sample as well as the target are mounted on manipulators
for a precise alignment. The PLD system is furthermore equipped with a RHEED setup to
monitor the growth. After the growth, the sample can be in situ transferred from the PLD
growth chamber to the LEED chamber and then to the end station to do XPS experiments.

2.6 Electron Diffraction Methods

2.6.1 Reflection high-energy electron diffraction and low-energy electron
diffraction

RHEED and LEED were used to characterize the sample surface regarding its crystalline quality
and to identify possible reconstructions. Both techniques are based on the same principle, but
are different in geometry and energy. RHEED is the standard equipment in epitaxial growth
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chambers providing the opportunity to monitor the growth process. This real-time in situ method
makes it possible to control the growth with atomic layer precision. In contrast, the LEED
characterization is done after sample growth.

The instrumental part of LEED and RHEED consists of an electron gun and a fluorescent
screen that detects the electrons diffracted by the sample under study. Since its discovery in
1927 by Davisson and Germer [130], LEED has become a widely used method for analyzing
surface structures. In a typical LEED setup, the electrons are accelerated with voltage V in
the 10˘500 V range. Then the de Broglie wavelength of the electrons, λe = h/(2meV e)2, ranges
from 0.5-3.8 Å. Here h is the Planck constant, me is electron rest mass, and e is the elementary
charge. The electron beam impinges on the surface along the surface-normal direction, and
the elastically backscattered electrons give an intensity pattern which visualizes (or maps) the
reciprocal lattice of the surface layer. On the basis of this information about the reciprocal
lattice, the real-space surface lattice can be constructed. The mathematical relation between the
real lattice and reciprocal-lattice vectors can be found for example in [131,132]. The diffraction
is described by the Laue condition: k‖ = G. Here G is the surface reciprocal lattice vector, and
k‖ is the parallel component of the change (kout − kin) in which kin and kout are the incident
and scattered wave vectors of the electron, as represented schematically in Fig. 2.8. The Laue
equation also provides a physical meaning for the reciprocal vectors: every diffraction beam
corresponds to the reciprocal vector. Because LEED operates in a low-energy regime, which is
close to the minimum of the “universal” curve of electrons mean-free path in solids, the elastic
scattering occurs mainly on the topmost layers. In RHEED, electrons are accelerated at much

Figure 2.8: (a-c) Illustration of the LEED process. (a) Experimental setup. (b) Ewald sphere construction and (c) resulting
diffraction patttern (from [126, 133]). (d-f) Ewald sphere construction in the RHEED process in (d) top-view and (e) side
view with (f) resulting diffraction pattern (from [126,134]).

higher voltages (i.e., from about 5 to 50 kV). For a voltage of 10 kV, the de Broglie wavelength
of the electrons is 0.123 Å. The electrons hit the target at a small angle of 1◦ – 8◦ relative to
the surface plane making the formation of a RHEED pattern extremely sensitive to the surface.
The diffraction is described by the Laue condition as for LEED. In addition to the change in the
electron momentum perpendicular to the surface, the diffraction process leads to a change of
the momentum parallel to the surface. This gives rise to a set of diffracted beams on either side
of the specular reflected beam. If the incident electron beam is parallel to the rows of surface
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atoms that are separated by the lattice vector dS in the direction perpendicular to the beam
direction, then the diffracted electron beams contribute to constructive interference. The angle
of diffracted electrons relative to the incident direction, θ, fulfils the Bragg diffraction condition:
2dS sin θ = nλE , where dS is the interplanar distance and n is a positive integer.

Figure 2.9: Origin of the RHEED oscillations during film growth. The diffracted electron beam (green) gets weaker due to
ad-atoms at the surface. Maximal intensity is reached at the complete formation of a layer (from [126]).

In terms of application, RHEED has certain advantages over LEED: it provides an opportunity
for real-time in situ monitoring of the surface structure during a layer growth, and can be used
to determine the growth rate of epitaxial layers. Indeed, the intensity of the RHEED pattern
gives information on the roughness of the surface and can therefore give real time information of
the film growth. The intensity variation during the growth is called RHEED oscillations (see
Fig. 2.9). For a perfect, well-ordered surface the RHEED intensity is high. When the deposition
process starts, a partial coverage leads to a weakening of the RHEED intensity. Finally, full
intensity is recovered when a complete layer is formed. Based on the RHEED oscillations the
thickness of the film as well as the time to stop the deposition at the complete coverage can be
determined and you can count the number of layers.

2.6.2 X-ray Diffraction

XRD is a characterization technique that provides bulk sensitive information about the crystal
structure such as phase analysis, size of the crystallites, their crystallographic orientation
and micro-strains. Our measurements were carried out using an automatic powder X-ray
diffractometer X’Pert Pro equipped with a PIXcel ultra-fast linear semiconductor. Cu Kα

radiation (λ=0.154 nm) was used as an X-ray source. Due to the bulk sensitivity of XRD, no
significant diffraction signal is obtained from ultrathin films of few unit cells thickness. Thus, only
our films prepared by magnetron sputtering were characterized by XRD. Diffraction patterns
were recorded mostly from 25 to 60 degrees in 2θ scales, where four strongest SrTiO3 lines are
located. The position, height, integrated intensity and full width at half maximum (FWHM) are
the main four parameters that characterize the diffraction lines. For our measurements, we used
the so-called asymmetric ω − 2θ scans shown in Fig. 2.10. In this case the angle of incidence
ω between x-rays and sample surface is small and fixed (usually much less that 10 degrees),
whereas the detector moves by 2θ. Lattice planes where diffraction takes place are deflected in
this case from the sample surface with an angle of θhkl − ω. The advantage of this geometry is
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Figure 2.10: Scheme of the asymmetric ω − 2θ geometry for XRD measurements.

that the X-ray beam does not penetrate too much into the sample when the investigated films are
sufficiently thick, so we do not observe diffraction lines from the substrate material. Furthermore,
the irradiated area of the sample surface is always constant during the measurement due to the
fixed X-rays angle of incidence.
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Chapter3
Theoretical Approach

This chapter is dedicated to the theoretical approach and computational method we used in
this work. In the first part, we introduce the basis of density functional theory including Born-
Oppenheimer approximation, Kohn-Sham equations and the exchange-correlation functionals.
The second part represents more in details the Green’s function Korringa-Kohn-Rostoker method
based on the multiple scattering theory. The formalism of this method in case of an ordered
system is presented at first. Then, we show the case of a disordered system with the most
commonly applied approximations, in particularly, the coherent potential approximation we used
in our calculations. In the last part of this chapter, an introduction of the one-step model of
photoemission and a theoretical description of the corresponding photocurrent are discussed.
The author of this thesis got inspired by the following references to write this chapter [135–141].

3.1 Density Functional Theory

DFT is a computational quantum mechanical modelling used to investigate the electronic
structure of many-body-electron systems. Using this theory, the properties of such systems can
be determined by using functionals of the spatially dependent electron density [142,143].

In the context of computational materials science, ab initio DFT calculations allow the prediction
and calculation of material behaviour on the basis of quantum mechanical considerations, without
requiring higher order parameters such as fundamental material properties. In DFT, the electronic
structure is evaluated using a potential acting on the system’s electrons. This DFT potential
is constructed as the sum of external potentials, which is determined by the structure and
the elemental composition of the system, and of an effective potential, which represents the
interelectronic interactions. Despite recent improvements, there are still difficulties in using
DFT to properly describe dopant interactions and some strongly correlated systems, as well
to calculate the band gap and ferromagnetism in semiconductors [144]. For these reasons, the
development of new DFT methods designed to overcome these problems, by alterations of the
functional [145] or by the inclusion of additive terms [146–148], has become a current research
topic.
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3.1.1 Derivation and formalism

In many-body electronic structure calculations, the nuclei of the treated system are seen as fixed
(Born-Oppenheimer approximation), generating an external potential V in which the electrons
are moving. A stationary electronic state is then described by the many body wave function
ψ(r1, ..., rN ) satisfying the many-electron time-independent Schrödinger equation

Ĥψ = [T̂ + V̂ + Û ]ψ = [
N∑
i

(− ~2

2mi
∇2
i ) +

N∑
i

M∑
m

V (rim) +
N∑
i<j

U(ri, rj)]ψ = Eψ (3.1)

where, for the N -electron system, Ĥ is the Hamiltonian, E is the total energy, T̂ is the kinetic
energy, V̂ is the potential energy from the external field due to positively charged nuclei, Û
is the electron-electron interaction energy and mi is the electron mass. The operators T̂ and
Û are called universal operators as they are the same for any N -electron system, while V̂
is system-dependent. This complicated many-particle equation is not separable into simpler
single-particle equations because of the interaction term Û . By applying the Hohenberg and
Kohn theorems, DFT provides a way to systematically map the many-body problem with Û ,
onto a single-body problem without Û [149]:
In DFT the key variable is the electron density n(r), which for a normalized ψ is given by

n(r) = N

∫
d3r2...

∫
d3rNψ

∗(r, r2, ..., rN )ψ(r, r2, ..., rN ). (3.2)

For a given ground-state density n0(r) it is possible, in principle, to calculate the corresponding
ground-state wavefunction ψ0(r1, ..., rN ). In other words, ψ is a unique functional of n0,

ψ0 = ψ[n0], (3.3)

and consequently the ground-state expectation value of an observable Ô is also a functional of n0

O[n0] = 〈ψ[n0]|Ô|ψ[n0]〉. (3.4)

In particular, the ground-state energy is a functional of n0

E0 = E[n0] = 〈ψ[n0]|T̂ + V̂ + Û |ψ[n0]〉, (3.5)

where the contribution of the external potential 〈ψ[n0]|V̂ |ψ[n0]〉 can be written explicitly in
terms of the ground-state density n0

V [n0] =
∫
V (r)n(r)d3r. (3.6)

The functionals T̂ [n] and Û [n] are called universal functionals, while V̂ [n] is called a non-universal
functional, as it depends on the system under study. The energy functional can be written as

E[n] = T [n] + U [n] +
∫
V (r)n(r)d3r = F [n] +

∫
V (r)n(r)d3r, (3.7)

with respect to n(r), assuming one has reliable expressions for T [n] and U [n]. A successful
minimization of the energy functional will yield the ground-state density n0 and thus all other
ground-state observables.
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The different problems of minimizing the energy functional E[n] can be solved by applying the
Lagrange’s method of undetermined multipliers. First, one considers an energy functional that
does not explicitly have an electron-electron interaction energy term,

Es[n] = 〈ψs[n]|T̂s + V̂s|ψs[n]〉, (3.8)

where T̂s denotes the kinetic energy operator and V̂s is the external effective potential in which
the particles are moving, so that

ns(r) = n(r). (3.9)

Of course, Ts is not equal to the true kinetic energy of the system. Kohn and Sham accounted
for that by introducing the following separation of the functional F [n]

F [n] = Ts[n] + EC [n] + EXC [n], (3.10)

where EC is the classical Coulomb potential, and EXC is the so-called exchange-correlation
energy [150]. EXC can be defined through eq. (3.10) as

EXC [n] = (T [n]− Ts[n]) + (U [n]− EC [n]). (3.11)

The expression for the energy of the interacting system in terms of the separation described in
equation (3.10) can be rewritten as

E[n] = Ts[n] + EC [n] + EXC [n] +
∫
V (r)n(r)d3r (3.12)

= T [n] + e2

2

∫ ∫
n(r)n(r′)
|r − r′|

d3rd3r′ + EXC [n] +
∫
V (r)n(r)d3r, (3.13)

where EXC is the only term for which no explicit form can be given. Now applying the variational
principle and charge conservation of a real system, one can solve the so-called Kohn-Sham
equations of this auxiliary non-interacting system,

[− ~2

2m∇
2 + Vs(r)]ϕi(r) = εiϕi(r), (3.14)

which yields the orbitals ϕi that reproduce the density n(r) of the original many-body system

n(r) = ns(r) =
N∑
i

|ϕi(r)|2. (3.15)

The effective single-particle potential can be written in more detail as

Vs(r) = V (r) +
∫
e2ns(r)
|r − r′|

d3r′ + VXC [ns(r)], (3.16)

where the second term denotes the so-called Hartree term describing the electron-electron
Coulomb repulsion, while the last term VXC is called the exchange-correlation potential. Here,
VXC includes all the many-particle interactions. Since the Hartree term and VXC depend on n(r),
which depends on the ϕi, which in turn depend on Vs, the problem of solving the Kohn-Sham
equation has to be done in a self-consistent way. Usually one starts with an initial guess for n(r),
then calculates the corresponding Vs and solves the Kohn-Sham equations for the ϕi. From these
one calculates a new density and starts again. This procedure is then repeated until convergence
is reached.
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3.1.2 Exchange-correlation functionals

The major problem in DFT is that the exact functionals for exchange and correlation are
not known except for the free electron gas. However, approximations exist which permit the
calculation of certain physical quantities quite accurately [151]. In physics the most widely used
approximation is the local-density approximation (LDA), where the functional depends only on
the density at the coordinate where the functional is evaluated. In other words, this assumes
that the exchange-correlation energy at a point r is simply equal to the exchange-correlation
energy of a uniform electron gas that has the same density at the point r. Thus we can write

ELDAXC [n] =
∫
εXC(n)n(r)d3r. (3.17)

The local spin-density approximation (LSDA) is a straightforward generalization of the LDA to
include electron spin

ELSDAXC [n↑, n↓] =
∫
εXC(n↑, n↓)n(r)d3r. (3.18)

In LDA, the exchange–correlation energy is typically separated into the exchange part and the
correlation part εXC = εX + εC . The exchange part is called the Dirac (or sometimes Slater)
exchange which takes the form εX ∝ n1/3. There are, however, many mathematical forms for the
correlation part. Highly accurate formulae for the correlation energy density εC(n↑, n↓) have been
constructed from quantum Monte Carlo simulations of the jellium [152]. A simple first-principles
correlation functional has been recently proposed as well [153,154]. Although unrelated to the
Monte Carlo simulation, the two variants provide comparable accuracy [155].

The LDA assumes that the density is the same everywhere. Because of this, the LDA has a
tendency to underestimate the exchange energy and over-estimate the correlation energy [156].
The errors due to the exchange and correlation parts tend to compensate each other to a certain
degree. To correct for this tendency, it is common to expand in terms of the gradient of the
density in order to account for the non-homogeneity of the true electron density. This allows for
corrections based on the changes in density away from the coordinate. These expansions are
referred to as generalized gradient approximations (GGA) [157–159] and have the following form

EGGAXC [n↑, n↓] =
∫
εXC(n↑, n↓,∆n↑,∆n↓)n(r)d3r. (3.19)

Using GGA, very good results for molecular geometries and ground-state energies have been
achieved.

3.2 Korringa-Khon-Rostoker (KKR) Method

The KKR method, introduced in 1947 by Korringa [160] and in 1954 by Kohn and Rostoker [161],
is one of the well known methods to calculate the electronic band structure of periodic solids.
A characteristic feature of this method is the use of the multiple scattering theory for solving
the Schrödinger equation. The problem is then broken into two parts. First, one solves the
single scattering problem presented by a single potential in free space. Second, one solves the
multiple scattering problem by demanding that the incident wave to each potential should
be the sum of the outgoing waves from all other scattering centres. The resulting equations
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show then a separation between potential and structural properties, characteristic for the KKR
method. Later on, this method experienced a revolutionary development as a GF method. This
development opened the way to deal with solids with reduced symmetry, as, for example an
impurity in an otherwise ordered host crystal by means of the coherent potential approximation
(KKR-CPA) [162]. It is basically the availability of the Green’s function that makes this method
so powerful and uniquely distinguishes it from other electronic structure methods.

A short description of the spin-polarized relativistic KKR-GF method that supplies the formal
background for the SPR-KKR-package, used for the calculations we have performed, is given in
the following [138,162–165].

3.2.1 Multiple-scattering theory for ordered systems

In order to describe electrons in solid systems by applying the multiple scattering theory, one has
to represent each scattering site as a potential of a finite range. In this case the crystal potential
can be written as

V (r) =
∑
n

Vn(rn), (3.20)

where Vn(r) describes the individual contribution of an atom on site rn. Here we assume that
the potentials of individual scatterers do not overlap and are isotropic, thus one obtains the
so-called muffin-tin approximation.
The Kohn-Sham equation can be presented in terms of the Green’s function as

[−∇r + V (r)− E]G(r, r′;E) = −δ(r − r′), (3.21)

in which the Green function G(r, r′;E) of a perturbed system H is connected to the Green’s
function G0(r, r′;E) of an unperturbed system H0 by the Dyson equation

G(E) = G0(E) +G0(E)V G(E) (3.22)

= G0(E) +G(E)V G0(E) (3.23)

= G0(E) +G0(E)T (E)G0(E), (3.24)

where V = H −H0 describes the perturbation potential, and T the scattering matrix defined as

T (E) = V + V G0(E)T (E). (3.25)

In the KKR method, a separation of the single-site and crystal quantities is applied, so the
Green’s function of the crystal potential can be constructed via a Dyson equation starting from
the Green’s function of an isolated potential. The Dyson equation for a single-site Green’s
function is therefore given as

Gs(r, r′;E) = G0(r, r′;E) +
∫
dr′′

∫
dr′′′G0(r, r′′;E)t(r′′, r′′′;E)G0(r′′′, r′;E), (3.26)

where the t-matrix describes the scattering from a single-site potential. The free-particle Green’s
function G0(r, r′;E) can be expended in the angular momentum basis as follows

G0(r, r′;E) = −ip
∑
L

jl(pr<)h+
l (pr>)YL(r)Y ∗L (r′), (3.27)
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where jl(z) and hl(z) are the spherical Bessel and Hankel functions, respectively, and p =
√
E.

The matrix elements of the single-scattering t-matrix are defined as

tnLL′(E) =
∫
drn

∫
dr′

njl(prn)t(rn, r
′
n;E)jl′(pr′n)YL(rn)Y ∗L′(r′

n). (3.28)

Therefore, one can write the expression for the single-scattering Green’s function as

Gs(rn, r
′
n;E) =

∑
LL′

ZnL(rn;E)tnLL′(E)Zn×L′ (r′
n;E)−

∑
L

ZnL(r<;E)Jn×L (r>;E). (3.29)

The building blocks of this Green’s function expression (eq. 3.29) are the regular ZL(r;E), and
irregular JL(r;E), solutions of the radial Schrödinger equation at the given energy E,

ZnL(rn;E) =
∑
L′

ZnLL′(rn;E)YL′(rn), (3.30)

Zn×L (rn;E) =
∑
L′

ZnLL′(rn;E)Y ∗L′(rn), (3.31)

JnL(rn;E) =
∑
L′

JnLL′(rn;E)YL′(rn). (3.32)

The radial part of ZnL(rn;E) and JnL(rn;E) functions are matched to spherical Bessel jl(z)
and Hankel hl(z) functions outside the potential range (outgoing wave behaviour at great
distances) [162]. In principle, for any assembly of atoms, the scattering operator T (E) can be
obtained from equations 3.20 and 3.25:

T (E) =
∑
n

tn(E) +
∑
n 6=m

tn(E)G0(E)tm(E) + · · · (3.33)

This equation (3.33) is separated into partial sums which are characterized by fixed site indices
n and m at the leftmost and rightmost single-site t-matrix, respectively. Thus, one can define:

T (E) =
∑
nm

τnm, (3.34)

where τnm(E) is the scattering path operator which includes all possible scattering events between
those two cells n and m. In real-space multiple scattering theory, the Green’s function for any
arrangement of atoms can be demonstrated in terms of the scattering path operator τnm(E) to
be:

G(rn, r
′
m;E) =

∑
LL′

ZnL(rn;E)τnmLL′(E)ZmL′(r′
m; ε)−

∑
L

ZnL(r<;E)JmL (r>;E)δnm. (3.35)

The τ -matrix for general electronic systems is given in terms of the t-matrix and the structure
constants g(E) representing the free-electron Green’s function and can be found as:

τ(E)nm = [t(E)−1 − g(E)]−1
nm. (3.36)

The equation (3.36) is the main equation of the KKR-GF method. It gives a complete separation
of the potential aspects of a material, revealed in the scattering matrices, from the structural
aspects, represented in the structure constants g(E) of the underlying lattice. The structure
constants g(E) can be obtained from the equation (3.27) in real space and generalized for any
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symmetric case by a corresponding Fourier transformation according to symmetry properties of
the problem. In case of 3D periodic solids, the lattice Fourier transformation of the structure
constants is defined as:

gαβLL′(k, E) = 1
N

∑
mn

gmα,nβLL′ (ε)eik.Rmn , (3.37)

where Rm and Rn are direct lattice vectors, α and β designate the unit cell. The scattering path
operator in momentum space can be calculated by solving the following Dyson equation:

ταβ(k;E) = [tα(E)−1 − gαβ(k;E)]−1
αβ. (3.38)

A a similar transformation can be done in case of two- or one-dimensional periodicities.

3.2.2 Multiple-scattering theory for disordered systems

If we consider an ordered three dimensional periodic system, the equation (3.36) can be easily
solved for the energy E and for the k vector in the first Brillouin zone of the reciprocal lattice.
In this case, the KKR matrix is controlled by the size of the unit cell and angular momentum
expansion that mainly accelerates the computational speed. On the other hand, systems with
broken translational symmetry such as impurities and alloys can be treated by the real-space
multiple scattering theory. But solving the KKR equation is limited by the size of the matrix
element equation (3.36) which can be very large for realistic materials, as we previously mentioned.
Yet, in many random alloys a periodic lattice can be kept, but lattice sites are randomly occupied
by atoms of different species. The effective Schrödinger equation for such systems can be solved
for a particular configuration which distributes the atoms of the different type over the lattice
sites consistent with their concentrations, then it can be statistically averaged over all possible
configurations and finally Fourier transformed. Solving this problem is still considered as a
difficult task that may be simplified in some mean field approach. The most used mean field is
the coherent potential approximation which in combination with the multiple scattering method
provides the KKR-CPA electronic structure computational scheme for random alloys [166].

Virtual crystal approximation

In this approach, one considers a random substitutional alloy in which a material is defined by
an underlying regular lattice, but all its sites are randomly occupied by other atomic species.
The probability of finding one type of atoms on any lattice site is then determined by the
relative concentration of that species of atoms in the hosting crystal [167]. It also includes an
assumption that the site occupancies are not correlated, i.e. all correlations that may exist are
neglected. In the case of weak scattering, the alloy potential can be assumed to be periodic with
the same potential associated with every site and averaged over all different atomic types with
concentration ci and individual potentials Vi:

Vc(r) =
∑
i

ciVi(r). (3.39)

Average t-matrix approximation (ATA)

This approximation is applied on systems with low dopant concentration in which one can
neglect inter-site scattering and allow only the scattering of individual scattering centres [168].
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In this case, the scattering centre is defined by a single-scattering t-matrix which is averaged over
individual single-site scattering ti-matrices placed on every site of the effective ordered lattice:

tATA(E) =
∑
i

citi(E). (3.40)

For a very diluted alloys, the ATA provides relatively correct results due to the small inter-site
correlations at low concentrations. With increasing concentration, the inter-site scattering
becomes more and more important, and the accuracy of this mean field decreases even further.

Coherent potential approximation (CPA)

The coherent potential approximation is also based on multiple scattering theory and characteristic
of the KKR-GF method [166,169]. In this approximation, impurities are embedded into a reference
medium which consists of a system with a coherent t-matrix, tCPA, and site-diagonal scattering
path operator, τCPA, on each scattering site. The CPA condition to obtain the coherent medium
is that, on the average, the additional scattering due to replacing a coherent t-matrix by impurity
t-matrices, should vanish (see Fig. (3.1)). Considering a binary system AxB1−x for example, the
CPA condition in terms of tCPA and τCPA can be written as

τCPA = xτA + (1− x)τB, (3.41)

with,
τA = τCPA[1 + (t−1

A − t
−1
CPA)τCPA]−1. (3.42)

Here τCPA describes scattering from the ordered range of coherent potentials, while τA (τB)
describes the scattering properties of an A atom (B atom) embedded in the CPA medium, where
tA (tB) is the single t-matrix of this component [170,171].

Figure 3.1: The major idea of the CPA: an auxiliary CPA medium that is meant to represent the average over all possible
configurations of a disordered substitutional alloy AxB1−x is constructed by the requirement that embedding of an A or B
atom does not give rise to additional scattering with respect to the CPA medium (from [170]).

The CPA equations can be solved self-consistently by means of the so-called CPA cycle. In
contrast to the ATA and other single-site theories, the CPA is exact in both the weak-scattering
and the narrow band limits. It has been successfully applied for electronic structure studies of
bulk materials, surfaces, interfaces and clusters [29,104,163,172].

3.3 One-Step Model of Photoemission

As we mentioned at the end of section 2.1, the main idea of the one-step model of photoemission
is to describe the different "three steps" of the photoemission process (the electron excitation,
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Figure 3.2: (a) Overview of the one-step model of photoemission. (b) The electron from initial state φi at energy Ei
is excited to the final state φf that corresponds to the time-reversed LEED state. Meaning that the final state decays
into the solid due to the inelastic processes. By increasing the mean free path of the time-reversed LEED state E’f , the
photoemission process becomes more bulk sensitive (from [173]).

the transport of the photoelectron through the solid to the surface, and its escape into the
vacuum) into a single quantum-mechanically coherent process that includes all multiple-scattering
events [140] (see Fig. 3.2(a)). Here, self-energy corrections are properly included in the initial
and the final states, so that the photoemission intensity is rightly estimated. In fact, during
the photoemission process, the outgoing electrons interact with the solid through many-body
interaction, and therefore the electrons are strongly damped (see Fig. 3.2 (b)). As the KKR-GF
method is based on the multiple-scattering formalism, a description of the photoemission process
can be easily made using this method [174].

Let us recall equation 2.5, the general expression of the photoemission intensity which is derived
from the transition probability w (see Fermi’s Golden Rule in eq. 2.4). In the simple one-electron
picture [175], the photocurrent becomes

I(~ω) = 1
~
∑
f,i,j

∆∗f,iAi,i′(EI)∆i′,f , (3.43)

with
Ai,i′(EI) =

∑
s

〈Ψi|a†i′ |Ψ
s
f 〉δ(Ef − Ei − ~ω)〈Ψs

f |ai′ |Ψi〉 . (3.44)

The term ∆f,i denotes for the one-particle matrix element, and a†i (ai) is for the creation
(annihilation) operator. The initial state is then defined as |Ψi〉 = |Ψ0

N 〉, and the final state
|Ψf 〉 = a†f |Ψs

N−1〉, where |Ψ0
N 〉 designates the ground state and |Ψs

N−1〉 the excited N − 1 particle
state of many-particle system. Here, the so-called sudden approximation is used to find an explicit
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formulation of the initial state |Ψi〉. In this approximation, we assume that the initial state
consists of a one-particle photoelectron state and the interaction with the excited (N − 1)-state
|Ψs

N−1〉 is completely neglected [140]. In other words, af |Ψ0
N 〉 = 0.

The one-electron spectral intensity Ai,i′ is connected to the retarded one-electron Green’s function
of the interacting system by

Ai,i′(Ei) = − 1
π
ImGi,i′(Ei). (3.45)

Therefore, the intensity of the photocurrent in term of Gi,i′ can be written as

I(~ω) = − 1
~π
Im

∑
f,i,i′

〈φf |∆|φi〉Gi,i′(Ei)〈φi′ |∆∗|φf 〉 = − 1
~π
Im

∑
f

〈φf |∆G(Ei)∆∗|φf 〉, (3.46)

with G(Ei) = ∑
i,i′ |φi〉Gi,i′(Ei)〈φi′ | is the operator representation for Gi,i′(Ei).

In ARPES, the final state |φf 〉 depends on the wavevector component parallel to the surface
k‖ and the single-particle energy for the final state εf . The connection to the experiment can
be determined by mapping the final state |φf 〉 on a time-reversed-LEED state |k‖, εf 〉 [141].
By introducing the advanced Green’s function G2 that contains all scattering properties of the
material at the final state, one can write

|φf 〉 = G−2 |k‖, εf 〉, (3.47)

and
〈φf | = 〈εf ,k‖|G+

2 . (3.48)

Inserting equations 3.47 and 3.48 in 3.46, the final expression for the photocurrent is

I(εf ,k‖) = − 1
~π
Im〈εf ,k‖|G+

2 ∆G(Ei)∆∗G−2 |k‖, εf 〉. (3.49)

In this equation, the initial state represented by the propagator G(Ei) contains all many-body
correlations due to the complex self-energy (see equation 2.6). If we consider the non-interacting
limit where Σ(Ei) = 0 at T=0 K, equation 3.49 is related to the one-step model [141]:

I(εf ,k‖) = − 1
~π
Im〈εf ,k‖|G+

2 ∆G+
1 ∆∗G−2 |k‖, εf 〉. (3.50)

The next step is to calculate the propagators G±2 and G+
1 from multiple scattering theory. For this,

one needs to evaluate the one-step formula of photoemission (equation 3.50) for a semi-infinite
crystal decomposed into a semi-infinite stack of layers. For each layer we use the muffin-tin
potentials at the atomic positions and the constant potential between the these spherically
symmetric spheres [140]. Equation 3.50 can be written into the space representation as follows:

I(εf ,k‖) = − 1
π
Im

∫
dr

∫
dr′Ψ∗f (r)∆G+

1 (r, r′)∆∗Ψf (r′). (3.51)

Therefore, the final state, so-called time-reversed LEED-state, is now written as

Ψf (r) = 〈r|G+
2 |εf ,k‖〉. (3.52)

Here, the wavelength for the final state Ψf (r) can be deduced everywhere in the crystal, after
finding the scattering properties of each layer. The unknown variable that remains is the initial

42



state propagator G+
1 for the semi-infinite crystal. Note that, the intensity of the photocurrent has

to be divided into four different contributions, as a consequence of multiple scattering techniques:

I(εf ,k‖) = Iatom(εf ,k‖) + Iintra(εf ,k‖) + Iinter(εf ,k‖) + Isurf (εf ,k‖) (3.53)

The first term is related to the atomic contribution to the photocurrent, that results from
substituting the Green’s function for a single atomic site G+

1atom:

Iatom(εf ,k‖) = − 1
π
Im

∫
dr

∫
dr′Ψ∗f (r)∆G+

1atom(r, r′)∆∗Ψf (r′). (3.54)

Within the second term in equation 3.53, multiple scattering of the initial state inside the nth
layer is written as:

Iintra(εf ,k‖) = − 1
π
Im

∫
drΨ∗f (r)∆Ψintra

i (r), (3.55)

with
Ψintra
i (r) =

∫
dr′G+

1intra(r, r′)∆∗Ψf (r′). (3.56)

The third term in equation 3.53 contains the multiple scattering contributions of the initial state
between all layers on the semi-infinite crystal:

Iinter(εf ,k‖) = − 1
π
Im

∫
drΨ∗f (r)∆Ψinter

i (r), (3.57)

with
Ψinter
i (r) =

∫
dr′G+

1inter(r, r′)∆∗Ψf (r′). (3.58)

The last contribution to the intensity of the photocurrent comes from the surface of the semi-
infinite crystal:

Isurf (εf ,k‖) = − 1
π
Im

∫
drΨ∗surff (r)∆Ψsurf

i (r), (3.59)

with
Ψsurf
i (r) =

∫
dr′G+

1surf (r, r′)∆∗Ψsurf
f (r′). (3.60)

In case of z-dependent calculation, the barrier potential VB(z) at the surface in this direction
must be taken into account. Consequently, the initial and final state wavefields are calculated
numerically in the surface region along the z-direction that correspond to the parallel components
[176]:

Ψsurf
i (r) =

∑
g

φ1g(z)eik1g‖(r−c1)‖ (3.61)

Ψsurf
f (r) =

∑
g

ψ2g(z)eik2g‖(r−c1)‖ (3.62)

The two equations 3.61 and 3.62 are solved with the regular solutions of the Schrödinger equation
φ1g and ψ2g to the reciprocal lattice vector g for VB(z) with −∞ < z < c1z. The value c1z

represents the point where the surface potential integrates smoothly into the inner potential of
the bulk crystal.
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Chapter4
Polycrystalline Ni-Doped SrTiO3

According to most of the studies on TM-doped STO we mentioned in chapter 1, doping STO
with Ni seems to be very efficient to reduce the gap and enhance light absorption. At the
beginning of this project, we chose to study Ni-doping effects on STO thin films grown by
magnetron sputtering. This procedure for film deposition is considered as a flexible technique,
less time consuming and relatively inexpensive, because it does not require any particular growth
conditions such as ultra-high vacuum and high temperature. These characteristics make it
suitable for industrial applications. In this chapter, we will discuss the microstructure of pristine
and Ni-doped STO films grown by magnetron sputtering (see section 2.5.1 for details) on the
basis of XRD and XPS data. All as-deposited films show an amorphous-like structure, i.e. a lack
of the long-range order that is characteristic of a crystal. The films were thermally investigated
to record the response of a thin film structure after a sequentially heating treatment. In addition
to this, the Ni-doping impacts on the microstructure of the films were investigated, as well as
the chemical and structural environments of the compound elements.

4.1 Magnetron Sputtered SrTiO3 Thin Films

The XRD patterns of the as-deposited and annealed STO films are given in Fig. 4.1 (a). For
as-deposited STO samples, the sharp line belongs to the crystalline silicon substrate, and the
broad lines denote the amorphous structure of the films. The term amorphous designs here the
non-crystalline structure of the films that lacks the long-range order (more than few nm) of the
basic structural units. In principle, even amorphous structures have a short-range order at the
atomic length scale due to the nature of chemical bonding. Yet, the XRD technique shows a
difficulty in resolving the crystalline structures at these length scales.

After annealing at 900◦C, the broad lines changed to sharp lines that correspond to those of
a cubic perovskite structure (ref. JCPDS: 35-0734). The films are showing a polycrystalline
structure after a transition from non-ordered structure to an ordered structure composed of many
crystallites of varying size and orientation. Movchan et al. developed a structure zone model to
describe the micro-structure of thin films as a function of the homologous temperature Th that is
the ratio of deposition temperature over melting temperature [177]. According to this model,
one condition for amorphous phases to occur is that Th has to be smaller than 0.3; in other
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Figure 4.1: (a) XRD patterns for as-deposited (black line) and annealed at 900◦C (red line) STO film. The blue line
represents the patterns for the silicon substrate. (b) XRD patterns around the (110) diffraction line recorded during the
heating treatment. (c) STO (110) diffraction lines obtained from fitting showing the change in the micro-structure of the
material during the heating treatment.

words the deposition temperature must be below 30% of the melting temperature. For higher
values, the surface diffusion of deposited atomic species allows the formation of crystallites with
long-range atomic order [178]. Here, the growth was performed at RT (20◦C) and STO’s melting
temperature is 2080◦C. The value of Th is then equal to 0.01 way smaller than 0.3 attesting the
amorphous structure of the deposited films. Heating at 900◦C which is equivalent to 43.3% of
the melting temperature shows signs of being high enough to see the crystallinity of the films by
XRD.

To follow the micro-structure changes of the as-deposited STO films as a function of temperature,
we recorded the XRD patterns around the (110) diffraction line after a sequential heating
treatment from 25◦C to 900◦C; the data are plotted in Fig. 4.1 (b). A fitting procedure [179]
based on a Voigt function was used to analyse the data, and the normalized (110) diffraction
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lines are presented in Fig. 4.1 (c). The estimated crystallite sizes (DXRD) at each temperature
are calculated from the X-ray line broadening of the (110) plane using Scherrer’s equation:

DXRD = kλ/(βcosθ), (4.1)

where DXRD is the mean size of the crystallite, λ is the X-ray wavelength, k is a constant (shape
factor, 0.98), θ is the diffraction angle and β is the peak FWHM [180]. The data are presented
in Table 4.1.
Table 4.1: Size of crystallites oriented in the (110) direction for STO films at each temperature during the heating treatment.

Temperature (◦C) 2θ (◦) FWHM (◦) Crystallite size DXRD (nm)
500 32.37 0.4 22.52
700 32.33 0.35 25.75
800 32.3 0.345 26.09
900 32.25 0.341 26.477

900 (+2h) 32.25 0.319 28.21

The polycrystalline phase appeared already at 500◦C in which crystallites oriented in the (110)
direction are formed. An improvement of the crystal structure is observed with increasing
temperature sequentially through the line profile narrowing. In fact, the estimated crystallite
size at 500◦C was found to be 22.52 nm and this value increased to 28.21 nm after an annealing
up to 900◦C for two hours (the maximum limit of the experimental setup). In addition, the
intensity of the (110) peak also increased by a factor of 1.15 after the heating at 900◦C compared
to 500◦C, indicating a higher number of ordered crystallites in the films.

4.2 Ni-doped SrTiO3 Thin Films

In this section, we present a structural characterization of STO films doped with several Ni
concentrations grown by magnetron sputtering as described in section 2.5.1. All as-deposited
films are annealed up to 900◦C for several hours to induce crystallinity. Atomic structure and
chemical characteristics of the doped films were investigated by means of XRD and XPS methods.

4.2.1 Atomic structure

The XRD Bragg reflection of pure STO and STO:Nix with x=0.047, 0.06 and 0.08 are presented
in Fig. 4.2 (a). In comparison with pure STO, the doped films show a polycrystalline structure
typical of a cubic STO lattice, the line positions of the patterns matching perfectly. However,
the relative peak intensity of the perovskite peaks increased with Ni doping, suggesting that the
films become more crystalline (number of crystallites oriented in a given direction increases with
Ni-doping concentration). An additional peak positioned at ∼44.5◦ is detected only in patterns
of STO:Ni0.08 films. This peak results from the presence of Ni in the metallic phase in the sample
(JCPDS: 04-0850). Detailed plots of the (110) diffraction lines are presented in Fig. 4.2 (b) after
normalization for different Ni-doping concentrations; the corresponding mean crystallite sizes
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Figure 4.2: a) XRD patterns of annealed pure STO and STO:Nix films. b) Normalized (110) diffraction lines for STO and
STO:Nix films with (x=0.047, 0.06 and 0.08).

DXRD are given in Table 4.2. Surprisingly, the data shows a remarkable difference in the width
of the lines of the pure and doped films in which the diffraction lines of STO:Nix films are sharper
in comparison to pure STO films by a factor of ∼1.2. The mean crystallite size increased from
28.21 nm for undoped films to 34.63 nm for STO doped with 0.047% of Ni reflecting a better
atomic ordering and crystallinity of the films.

Table 4.2: This table illustrates the size of crystallites oriented in the (110) direction for undoped and Ni-doped STO films.

Sample 2θ (◦) FWHM (◦) Crystallite size DXRD (nm)
STO 32.25 0.319 28.21

STO:Ni0.047 32.29 0.26 34.63
STO:Ni0.06 32.29 0.27 33.34
STO:Ni0.08 32.25 0.29 31.03

However, dopants are often added to decrease the crystallites size in materials, as they act to pin
grain boundaries and therefore limit grain boundary mobility. A plausible explanation for our
observations is that Ni in STO acts as an acceptor and induces the formation of oxygen vacancies
that play an important role in structural mobility. If the mobility of oxygen vacancies is high
enough, the interaction between the dopant and grain boundaries becomes relatively weak and
larger crystallites are formed. An alternative explanation can be the different values of radii for
the dopant combined with the growth conditions causing a strain field or stress that modify the
grain growth process and might increase the crystallites size.

4.2.2 Characterization by XPS

XPS is a spectroscopic technique that measures the elemental composition, chemical state and
electronic state of the elements within a material. Our XPS spectra for STO:Nix samples with
(x=0.047 and 0.08) are obtained by irradiating the films with photon of 1253.6 eV (Mg Kα). All
samples were annealed in UHV at 450◦C for two hours before measurements, to clean off the
surface contamination.
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Figure 4.3: (a-d) Core level intensity obtained with hν=1253.6 eV at normal emission for STO:Ni0.047 and STO:Ni0.08 films.
All spectra are normalized by the Sr 3d spectral weight. (e-f) Detailed Ni 2p3/2 spectra of STO:Ni0.047 and STO:Ni0.08
films. The fitting curves were obtained by subtracting a Shirley background and adding a sufficient number of Voigt curves
that correspond to the chemical states indicated in the panels.

XPS spectra for the Ti 2p, Sr 3d, O 1s and Ni 2p levels of the STO:Nix samples, as well as the
fitting of Ni 2p3/2 are shown in Fig. 4.3 (a-f), respectively. The Ti 2p and Sr 3d spectra are
similar for both samples: the binding energy of the Sr 3d5/2 and Sr 3d3/2 signals at 133.6 eV and
135.4 eV, respectively, correspond to Sr2+ ions in the perovskite cubic phase of the STO structure;
the binding energies of the Ti 2p3/2 and Ti 2p1/2 peaks are 458.3 eV and 464.1 eV, typical for Ti
atoms in the perovskite structure of STO and correspond to Ti with in a IV oxidation state [181].

For the STO:Ni0.047 sample, the O 1s spectrum shows two peaks. The stronger peak at 530
eV associated with O2− ions in the perovskite structure of STO [181]. The peak at 531.6 eV
corresponds to an intermediate oxidation state for oxygen Ox− with 0<x4<2 and might be
related to defect, such as oxygen vacancies, and chemical absorption (contamination leading to
the presence of C-O and C=O bonds) formed during film growth in the bulk and cannot be
suppressed by applying a surface cleaning procedure (basic vacuum in the chamber of the order
of 1.10−6 mbar). STO:Ni0.08 sample shows only one peak for O 1s at 530.2 eV indicating the
presence of O2− state.

The Ni 2p XPS regions of STO:Ni0.047 and STO:Ni0.08 samples plotted in Fig. 4.3 (d), show
the 2p3/2 and 2p12 doublet (17.1 eV splitting). In case of STO:Ni0.047 the spectra are shifted by
2.8 eV toward higher binging energies; the spectral weight shows a broadening and a satellite
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feature at around 6 eV higher binding energy from Ni 2p3/2 peak is observed, in comparison to
STO:Ni0.08. We only discuss here the Ni 2p3/2 signal (Fig. 4.3 (e)) because its intensity is higher
than that of the Ni 2p1/2 signal and its background can be subtracted by means of Shirley’s
procedure successfully. For STO:Ni0.047, the Ni 2p3/2 signal has two Ni components: the first
one at 855.6 eV corresponds to the presence of Ni2+, and the second one located at 853 eV to
Ni0 [182]. The presence of O−x states is consistent with the features seen in the Ni 2p spectra.
We assume that Ni atoms are partially oxidized in Ni2+ ions that substitute Ti in the structure.
For STO:Ni0.08 the Ni 2p3/2 peak positioned at 853 eV is related to Ni in its metallic state with
no indication for oxidation [182]. The dissimilarity observed in the chemical characteristics of
the STO:Ni0.047 and STO:Ni0.08 samples cannot be directly related to the difference in dopant
concentrations. All parameters we used to grow these films were similar (temperature, voltage,
pressure) except for the position of Ni pellets on the STO target. In practice, the distribution of
the magnetic field configuration is not homogenous everywhere around the ensemble target+Ni
pellets placed in the growth chamber. Therefore the position of the Ni pellets on the sputtering
target can strongly affect the ionic composition of the plasma due to the non linear line of force
of the magnetic field applied. This results in different atomic distributions on the substrate as
well as various oxidation degrees for Ni.

4.3 Conclusion

We prepared pristine and STO:Nix films (x=0, 0.047, 0.06 and 0.08) by magnetron sputtering
process. The atomic properties as well as doping effects on the structure of STO were studied by
XRD and XPS:

The XRD results on STO indicate that all as-prepared samples show a non-crystalline structure
and a lack of long-range ordering when the growth is performed at RT. The crystallinity is
induced by annealing the films at 500◦C; an enhancement in the mean crystallite size is observed
with the increase of the temperature, and all samples show a cubic perovskite structure.
Ni metal is detected in annealed STO:Ni0.08 sample as evidenced by the XRD results. XRD
data also indicates that, for Ni-doped samples, the films micro-structure is improved and the
crystallite sizes increase in comparison to non-doped samples. The XPS results show that Sr
and Ti ions were in the +II and +IV oxidation states respectively, for all of the Ni-doping
contents. For the STO:Ni0.047 sample, Ni participates as a mixture of Ni0 and Ni2+ ions in the
perovskite structure, which significantly increase the formation of oxygen vacancies. However,
the Ni 2p and O 1s XPS spectra for the STO:Ni0.08 sample, indicate that Ni is purely metallic,
in agreement with the XRD patterns, with no evidence of oxygen vacancies. The differences seen
in the chemical and structural characteristics are mainly related to the method used for growth
and the experimental conditions.

In summary, the magnetron sputtering process allows the deposition of STO thin films doped
with Ni, which can be useful for industrial sectors in particular the photovoltaic applications.
This technique is economic and does not require specific conditions such as high temperature for
growth and UHV environment. Even though the micro-structure of the produced films is weak
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and crystallites are not perfectly ordered, yet, the local atomic structure is conserved as well as
the elemental properties of the material. However,the films quality is not sufficient to investigate
the fundamental electronic properties by means of ARPES. For this purpose, one need to grow
epitaxially high quality ordered flat films.
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Chapter5
Monocrystalline TM-Doped Thin

SrTiO3 Films

In order to understand better the electronic properties of materials, in particular the electronic
band dispersion with ARPES, a high quality of crystalline samples is necessary. The growth of
monocrystals can be achieved by PLD for film growth, as already mentioned in section 2.5.2. In
practice a large number of variables can affect the properties of the films during the growth, such
as laser energy, background gas pressure and substrate temperature. These variables allow the
film properties to be manipulated to suit individual applications. The optimization can require a
considerable amount of time and effort.

The different systems we present in the rest of this manuscript are pure STO(100), STO:Ni0.06(100),
STO:Ni0.12(100), STO:Fe0.05(100) and STO:Cr0.05(100) thin films, grown by PLD. The author of
this thesis assisted with the film growth of the first three systems at the university of Würzburg
(collaboration with Prof. Ralph Claessen and Berengar Leikert), the last two were fabricated by
Milan Radović at Paul Scherrer Institute.

In the first part of this chapter, the empirical optimization of deposition conditions for pristine
and STO:Nix (x=0.06 and 0.12) films are discussed, as well as the structural and chemical
characteristics of all the systems mentioned above.

In the second part, the impact of TM-doping on the electronic structure of strontium titanate,
as well as the role of the 3d-impurity energy levels, as revealed by angle-integrated PES and
resonant photoelectron spectroscopy (resPES) are presented. Measurements were performed at
SLS (PEARL and ADRESS beamlines) and SOLEIL (CASSIOPEE beamline). The experimental
results are supported by a theoretical investigation by DFT revealing the sites doping impurities
and their influence on the electronic properties of STO.

5.1 Elaboration of Ni-doped SrTiO3(100) Thin Films

As seen previously in section 2.5.2, PLD is well adapted for the epitaxial thin film growth of
oxide materials such as STO. We therefore used this technique for the fabrication of STO and
STO:Nix thin films with (x=0.06 and 0.12). One of the main challenges in the preparation
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of Ni-doped films is to succeed the substitution of Ni cations in STO lattice sites. Giving the
calculated formation energy (Ef ) for Ni-doped STO, Ni atoms prefer to substitute Ti (Ni at Ti
sites: Ef=7.8 eV) rather than Sr (Ni at Sr sites: Ef=9 eV) [26]. However, this value is relatively
high because of the very low solubility of Ni in STO, which makes the substitution difficult to
realize experimentally and favours the formation of metal clusters in the hosting lattice [183].

To avoid Ni clustering and induce an oxidation toward the Nix+ state (2 < x < 4), we used an
amorphous STO1−x/NiOx target with x=6 at.%, and 12 at.%. The oxygen background during
the growth as well as the substrate temperature and the laser fluence used to ablate material
from the targets can strongly affect the growth process. Since the parameters may finely depend
on the exact geometry of the used PLD setup or on variations in the composition and density of
the target, an optimization of the film growth is required before a detailed study of the films can
be performed.

All films are deposited on TiO2-terminated (100) surfaces of STO substrates with niobium doping
(5 at.%). The preparation procedure we applied for the substrates to get TiO2 termination is
presented in [129]. Every substrate used was checked by atomic force microscopy before the
growth and exhibits an atomically flat surface with terrace steps of single unit cells height. For
the undoped and Ni-doped films, the optimized substrate temperature, laser energy and oxygen
background gas values were found to be 700◦C, 1.8 J/cm2 and 1.10−1 mbar, respectively. Prior to
the film growth, a preablation is performed at RT in oxygen background gas (PO2=5.10−2mbar);
then the sample holder and substrate are heated up to 700◦C for 30 min to remove adsorbates.
We stopped the deposition after growing 11 unit cells on each substrate. The resulting structural
characterization data obtained by RHEED and LEED for the undoped and Ni-doped STO are
presented in Fig. 5.1.

Figure 5.1: Structural characterization of thin STO and STO:Nix films grown on STO (100). (a) Intensity oscillations of
the specular RHEED reflection. In all cases, intensity of the oscillations is regular, indicating layer-by-layer growth. (b)
Corresponding post-growth RHEED patterns of the films. (c) LEED patterns of the undoped and Ni-doped STO films
taken with an electron energy of 75 eV. All patterns exhibit a (1×1) reconstruction typical for the cubic perovskite (100)
surface.

The RHEED intensity of the specular reflection during the growth process is plotted in Fig.
5.1 (a). In all cases, the intensity oscillations indicate a layer-by-layer growth mode. However,
their evolution can be roughly distinguished between the undoped and doped films. For the
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undoped STO films, the oscillations are initially strongly pronounced and then partially fade
after depositing 6 unit cells (t=300 seconds). For the STO:Nix films, the oscillations and their
amplitudes are more intense and stable throughout the growth. This RHEED intensity evolution
can be understood by analysing the post-growth RHEED and LEED diffraction patterns presented
in Fig. 5.1 (b) and (c), respectively. For the pure STO films, the diffraction patterns detected in
RHEED are typical for STO (100) surface as well as the pattern observed in LEED. The intensity
and contrast of the RHEED patterns clearly increase by increasing the Ni concentration in STO.
This suggests that the STO:Nix films are better ordered than the STO films. The corresponding
LEED patterns show a (1×1) surface reconstruction similar to the STO (100) films, yet the
diffraction signal appears to be clearer for the doped samples.

Figure 5.2: Structural characterization of STO and STO:Nix thin films grown on STO c(1×1). (a) RHEED intensity
oscillations. (b) RHEED patterns of the STO substrate registered before the growth and the pristine and Ni-doped STO
thin film surfaces after growth. (c) Corresponding LEED patterns, measured with an electron energy of 75 eV. All patterns
exhibit a

√
2 ×
√

2 R(45◦) reconstruction with respect to the cubic perovskite unit cell of STO as marked by the dashed
square. The LEED pattern of the STO substrate before growth shows additional diffraction spots resulting from oxygen
vacancies at the surface.

Another set of samples was also prepared by PLD with the same growth parameters on a new
set of STO substrates, and the results are presented in Fig. 5.2. The RHEED intensities of
undoped and doped films displayed in Fig 5.2 (a) show the same evolution as for the previous set.
However, the diffraction patterns for RHEED and LEED were not the same (see Fig. 5.2 (b) and
(c)): surprisingly, the LEED patterns of all films show a

√
2×
√

2 R(45◦) reconstruction. Note
that an optimisation procedure for Tsubstrate, Poxygen and φlaser was also applied to understand
if this reconstruction is caused by the growth parameters we used, and we found that the LEED
patterns were always showing the same surface reconstruction. The reason one can think about
is the substrate structure. After the annealing procedure in the PLD chamber and before the
growth, the surface structure of the substrate was checked by LEED and RHEED as displayed in
Fig. 5.2 (b) and (c) (black square and black circle respectively): as expected, the LEED pattern
of the substrate shows a

√
2 ×
√

2 R(45◦) reconstruction and the extra diffraction intensities
indicate atomic disorder at the surface (oxygen vacancies) because of the heating at 700◦C in
low oxygen atmosphere before the measurements. These results are in agreement with the weak
diffraction pattern detected in RHEED. Note that we used both sets of samples to perform our
experiments and verify if the observed surface reconstruction has some consequences on the
electronic structure of the system. The resulting data for both sets were similar and give no
evidence for different features. Therefore for reasons of clarity, in the rest of this manuscript,
only the data from one set of samples will be presented.
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Figure 5.3: (a-d) Core level intensity obtained with hν=1486.7 eV at normal emission for STO, STO:Ni0.06 and STO:Ni0.12
films. All spectra are normalized by the Sr 3d spectral weight. (e-f) Ni 2p3/2 spectra of STO:Ni0.06 and STO:Ni0.12 films,
respectively. The fitting curves were obtained by subtracting a Shirley background and adding a sufficient number of Voigt
curves.

Having identified the optimal substrate temperature, oxygen background gas and laser energy to
be 700◦C, 1.10−1 mbar and 1.8 J/cm2 as the best growth parameters, the remaining question is
which type of stoichiometry is present in the samples, in particular, the Ni chemical environment.
To answer this question, Sr 3d, Ti 2p, Ni 2p and O 1s core level XPS spectra for undoped and
STO:Nix films were measured. The samples are usually kept in UHV after PLD growth and then
transferred in-situ to the analysis chamber for measurements to prevent surface contamination.

The XPS spectra of the STO, STO:Ni0.06 and STO:Ni0.12 films in Fig. 5.3 (a-c), which are
measured with monochromatic Al Kα x-ray source of 1486.7 eV, show the expected Sr, Ti and O
core levels with no detectable contamination of the samples by C, and the spectral weights of
the Sr 3d, Ti 2p and O 1s peaks are identical for all samples.

Let us now discuss the different peaks observed in the Ni 2p spectra presented in Fig. 5.3 (d): In
both cases, the binding energy of the main Ni 2p-doublet lines (Ni 2p3/2 and Ni 2p1/2) are found
at 855.6 eV and 873.2 eV separated by ∆E=17.6 eV. In term of orbital configuration, these peaks
correspond to a Ni c3d9L final state, where denotes a hole. At around 6 eV higher binding
energy from each doublet line, satellite features are visible suggesting the oxidized state of Ni
atoms in STO films [184] that correspond to c3d8 and c3d10L2 final states. The spectral weight
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is clearly increasing by a factor of two for the STO:Ni0.12 sample in comparison to STO:Ni0.06 as
expected.

For a detailed analysis of the Ni 2p spectra, a fitting procedure based on Voigt function (probability
distribution given by the convolution of Lorentzian and Gaussian distributions) was applied and
the results are depicted in Fig. 5.3 (e-f). In the following, only the Ni 2p3/2 doublet is analysed
as its intensity is higher. For STO:Ni0.06 films, fitting of the Ni 2p3/2 line results in two peaks
located at 855.8 eV and 857.7 eV (∆E=1.9 eV) labelled #1 and #2, respectively. The first one is
assigned to the main line of Ni 2p XPS spectrum with the oxidation state Ni2+, while the second
peak can have different explanations which we are going to discuss further in the next paragraph.
Similarly for STO:Ni0.12 films, the double peak structure of the Ni 2p3/2 line is detected, where
the main Ni 2p line is located at 855.4 eV (#1) and the second peak (#2) at 857 eV (∆E=1.6
eV). However, the spectral weight of the double peak structure is not the same for the different
samples: In the case of STO:Ni0.06, the ratio of the peaks #1/#2 is equal to 2.86, while for
STO:Ni0.12 the contribution of peak #2 increases significantly and the ratio decreases to 1.12.

The interpretation of the extra peak (#2) located on the high binding energy side of the main
Ni 2p line (#1) is not straightforward. Let us first assume that this peak indicates the presence
of another Ni oxidation state (Ni3+) as result of the presence of different chemical environment
in the STO lattice. Yet, the significant increase of Ni3+ contribution we observe in the spectra
upon increasing Ni-doping from 6% to 12% cannot be totally accepted. Moreover, it is surprising
that the Ni3+ state can be stable in STO films against reduction knowing that Ni2+ is the most
stable oxidation state for Ni.
A most likely explanation, even though it is still controversial, was proposed to explain similar
structure in the Ni 2p XPS spectrum in NiO [94,96,98]. Assuming that Ni has an octahedral
environment with oxygen ions, the appearance of the extra peak (#2) results from a non-local
screening process by an electron that does not come from the oxygen orbitals around the Ni
atom with the core hole, but from a neighbouring NiO6 unit. In this case one can define #1
peak to a locally screened core hole c3d9L state and peak #2 to a non-locally screened core hole
c3d9L(3d8L) state [94]. This hypothesis can be verified by the difference seen in the spectral
weight of peak #2 as a function of the Ni dopant concentration in STO films. As we mentioned
before, the contribution of this peak in STO:Ni0.06 is relatively weak and becomes more important
in STO:Ni0.12. According to our statement, this is expected for a Ni rich environment, where the
probability of having a d8L states available as next nearest neighbourhood to a particular Ni ion,
that provides the non-local screening, is much higher. In addition, the peak #2 might also have
some surface state contribution resulting from pyramidally coordinated Ni atoms located at the
surface of the films and overlaps with the non-local screening peak [98,99].
In conclusion, the analysis of the Ni 2p core level line shapes gave us a plausible evidence of
the chemical environments of Ni atoms in the doped STO films: octahedral in the bulk and
pyramidal at the surface, in which Ni ions substitute the Ti ions.
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5.2 Fe and Cr-doped SrTiO3 Films

The case of STO:Fe0.05 and STO:Cr0.05 samples is slightly different. The films of 30 unit cell
thickness (equivalent to 11.7 nm) were grown by PLD on TiO2 terminated STO(100) substrates
with light niobium doping (5 at.%) and the targets used for growth are crystalline STO targets,
and pure Fe/Cr pellets being used for doping. The films were prepared by Milan Radovic and
Marco Caputo at the Paul Scherrer Institute. Since the films were ex-situ transferred to the
experimental stations, special care has to be taken to eliminate adsorbates and contamination
from the surface before starting any further investigation. The main issue in oxide materials is
the ease of loosing oxygen atoms. So we prepare the samples under an oxygen atmosphere to
prevent creating oxygen vacancies:

1. Annealing in UHV at 350◦C for 40 min (or at least until the pressure in the preparation
chamber drops down to 1.10−9 mbar). This removes most of the contamination of the top
layers without inducing reduction (oxygen vacancies);

2. Add oxygen Poxygen=1.10−5 mbar and increase temperature to 600◦C for 1 hour. In this
step, the rest of contamination is removed and the surface is reconstructed.

Figure 5.4: LEED pattern and XPS core level spectra obtained with hν=1000 eV at normal emission for the STO:Fe0.05
films. The LEED image pattern shows a (1×1) cubic Brillouin zone. The fitting curves of Fe 2p spectra were obtained by
subtracting a Shirley background and adding a sufficient number of Voigt profiles.

The films structure was checked by LEED after surface preparation: the diffraction patterns of
both samples show a (1×1) cubic structure with no indication of surface reconstruction (see Figs.
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Figure 5.5: LEED pattern and XPS core level spectra obtained with hν=1000 eV at normal emission for the STO:Cr0.05
films. The LEED pattern shows a (1×1) cubic Brillouin zone. The fitting curves of Cr 2p spectra were obtained by
subtracting a Shirley background and adding a sufficient number of Voigt profiles.

5.4 and 5.5). Then the samples were transferred under vacuum to the experimental station at
the PEARL beamline of SLS where XPS spectra were recorded using linearly polarized light of
hν=1000 eV at RT in UHV environment (∼8.10−11 mbar). The results are displayed in Fig. 5.4
and Fig. 5.5 for STO:Fe0.05 and STO:Cr0.05 films, respectively.

Note that the same fitting procedure as that mentioned in section 5.1 is applied for the present
XPS spectra. For both samples, the Sr 3d, Ti 2p and O 1s core levels attest the presence of Sr2+,
Ti4+ and O2− states. The Fe 2p XPS region (Fig. 5.4) exhibits the doublet 2p3/2 at 710.8 eV
and 2p1/2 at 724.6 eV (∆E=13.8 eV). The peak at 8.4 eV higher binding energy from the 2p3/2

main line corresponds to the 2p3/2-satellite. The "pre-peak" was required to adequately fit the
spectra and the #4 peak is related to surface structures as is it located at high biding energy.
Fitting of the main 2p3/2 spectrum gives rise to four peaks: the first three peaks (labelled #1,
#2 and #3) between 710.7 eV and 714 eV correspond to the Fe3+ in which Fe ions substitute
Ti in the STO lattice [182, 185]. According to Grosvenor et al and Moukassi et al. [186, 187],
the large width of the 2p3/2 line that contains the multiplet structure reveals the presence of
high-spin Fe3+ cations octahedrally coordinated.

59



The Cr 2p XPS region (Fig. 5.5) seems to be more complex. The spectrum shows the two
spin-orbit split components with ∆E=9.1 eV. A satellite feature of the Cr 2p3/2 peak overlaps
the Cr 2p1/2 component [184]. Three main peaks are obtained after deconvolution of the Cr
2p3/2 doublet labelled #1, #2 and #3. The first two peaks located at 577.9 eV and 578.9 eV
are attributed to the Cr3+ multiplet structure commonly observed in Cr(III) oxide compounds.
Note that the Cr3+ oxide has many multiplet-split components which require a delicate fitting to
prevent false identification of other chemical states [188]. The third peak (#3) located at 581 eV
is mainly related to the higher Cr6+ oxidation state also detected in chromium oxide compounds.
The quantification of the Cr6+ species is limited by the overlap with the multiplet splitting of
the Cr3+ species [188,189].

5.3 Impact of TM-doping on the Electronic Structure of
SrTiO3 Films

Having identified the optimal growth conditions and initiated a layer-by-layer growth mode
for STO:Ni and characterized the crystal structure and chemical bonds of the STO:Ni/Fe/Cr,
we now turn to analyse the electronic properties of the thin films and identify the effect of
TM-doping in STO. In the following, experimental XPS data will be confronted with band
structure calculations. First, we used the DFT calculations to conduct a comparative study of
the band structure and the electronic properties of STO doped with Ni, Cr and Fe. Then, the
resonant behaviour on all valence band XPS of all doped samples is presented.

5.3.1 Role of TM-doping in the modification of the SrTiO3 band gap

Immediately after the growth of the Ni-doped STO thin films (samples always in− situ), for a
rough evaluation, the angle-integrated valence band (VB) of each sample was measured by XPS
with monochromatic hν=1486.6 eV (Al Kα). The results are given in Fig. 5.6. The common
features observed in this VB series are the two bands between 3 eV and 8 eV binding energy
formed by O 2p and Ti 3d states. For the doped samples, we notice the formation of an in-gap
state located at a binding energy of 2-2.5 eV (indicated by the arrows). A quantitative view of
the new formed states can be seen by subtracting the VB of the different doped films by that of
the undoped one, as it is presented in Fig. 5.6. It is clear from these data that the intensity of
the in-gap state increases with increasing the Ni content in the films assuming that this state
reflects the contribution of impurity Ni 3d levels in the gap of STO. This observation rises the
question about the effecs of TM-doping on the electronic structure of STO.

To answer this question, we performed first-principles band structure calculations. All our
calculations were performed within the framework of the KKR-Green’s function method based on
the multiple scattering theory [134,190]. The potential energy for the STO(100) bulk system with
TiO2 termination is induced in a self-consistent way using the atomic spherical approximation
(ASA). The impact of chemical disorder is handled by means of the CPA alloy theory [166,169]:
TM atoms (Ni, Fe and Cr) are randomly placed in substitution of Ti atoms and a new potential
is generated. The lattice parameter used in this study is 3.905 Å. The lmax value was fixed to 3
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Figure 5.6: Angle integrated valence band of STO (red solid line), STO:Ni0.06 (green solid line) and STO:Ni0.12 (blue
solid line) registered with monochromatic hν=1486.6 eV directly after film growth (samples in-situ). The green and blue
arrows assign the formation of new in-gap states in the valence band of STO films at around 2-2.5 eV due to Ni-doping. A
quantitative estimation of the new impurity states is also given by subtracting the VB of the doped films with the undoped
one is shown in the bottom panel of the figure.

(f electrons) for the expansion in spherical harmonics. This will typically improve the calculated
value for the band gap.

TDOS and PDOS of TM-doped STO are compared with those of undoped STO in Fig. 5.7
and 5.8. The VB of pure STO is mostly composed of the O 2p states and the conduction band
(CB) is mainly dominated by Ti 3d states. For STO:Ni0.06, a wide isolated distinct defect peak
appears in the middle of the band gap, close to the VB. As shown by the PDOS, it corresponds
to Ni 3d state and O 2p state. The relative intensity of this peak increases by a factor of two for
STO:Ni0.12. The Ni 3d states make a contribution to the whole VB and at the edge of the CB.

For STO:Fe0.05 and STO:Cr0.05, the spin-up and spin-down states are asymmetric near the Fermi
level, suggesting that these systems should be magnetic. The TDOS peaks are shifted to lower
binding energy and spin splitting is induced around the Fermi level. According to PDOS, for
STO:Fe0.05 the spin down state crosses the Fermi level, whereas the spin up band takes over the
band gap around the Fermi level and contributes to the VB. For STO:Cr0.05, the spin up band
crosses the Fermi level, and the spin down band mainly contributes to the CB. If we look closely
to the in-gap states of all TM-doped STO systems, we see that the peaks around or crossing the
Fermi level are mainly due to the hybridization of TM-3d and O 2p states. This leads to the
conclusion that the localized states near the Fermi level are referable to the O 2p and TM-3d
electrons.
The ground state band structures or so-called Bloch spectral function of STO and STO:TM
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Figure 5.7: (a) Total DOS and (B) PDOS for pure STO, STO:Ni0.06 and STO:Ni0.12. The Fermi level is set to zero.

Figure 5.8: (a) Total DOS and (b) PDOS for STO:Fe0.05 and STO:Cr0.05. The Fermi level is set to zero

Table 5.1: This table illustrates ∆E=VBM-IEL and ∆E=IEL-CBM in eV, at the Γ-point of the following systems obtained
from DFT calculations.

System VBM-IEL IEL-CBM
STO - -

STO:Ni0.06 0.65 1.35
STO:Ni0.12 0.65 1.02
STO:Fe0.05 0.84 1.06
STO:Cr0.05 0.86 1.04
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Figure 5.9: (a) Scheme of the first Brillouin zone of a simple cubic system showing the high symmetry points. Calculated
ground state band structures (Bloch spectral function) of (b) STO, (c) STO:Ni0.06, (d) STO:Ni0.12, (e) STO:Fe0.05 and (f)
STO:Cr0.05. Black arrows are pointed to the TM 3d levels in the band gap.

(TM=Ni, Fe and Cr) are presented in Fig. 5.9. For a comparative study of the electronic
structures of TM-doped STO, the same k-point mesh is chosen with respect to the high symmetry
points in the first Brillouin zone of STO (see Fig. 5.9 (a)). As displayed in Fig. 5.9 (b), the
band gap of undoped STO is calculated to be 2 eV, which is lower than the experimental value
(∼3.2 eV) due to the shortcoming of DFT in describing the exchange-correlation potentials using
the LDA approximation (see section 3.1.2). In this part, we neglect the band gap error for all
systems, so that the relative change in the band gap of doped STO (with respect to undoped
STO) can provide the effect of TM-doping in STO.

Let us now discuss the modifications in the band structures of the different TM-doped STO (see
plots is Fig. 5.9 (c-f)) and their band gap (see Table. 5.1): The impurity energy levels (IELs) at
the conduction band minima (CBM) or valence band maxima (VBM) or insersion in between the
band gap are clearly seen (marked by black arrows), attesting that 3d-TM substitution of the Ti
sites induces an effective reduction in the energy gap of STO with respect to the pure one.
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STO: Undoped STO is chosen as a reference for the comparative study on the doping effect in
STO by 3d-TMs. The band gap at the Γ-point is equal to 2 eV.

STO:Ni0.06: An isolated atom-like flat defect band is present through the whole the Brillouin
zone and causes a considerable decrease in the band gap. The defect band is formed close to the
valence band, in which the IEL is located at 0.65 eV above the VBM and at 1.35 eV below the
CBM, which makes Ni dopant atoms acceptor impurities. In fact, the electronic configuration of
Ni is 3d84s2, and Ni in the Ti-site is expected to have a 3+ and/or 2+ valence state (3d54s2

and/or 3d64s2) unlike the oxidation state of Ti atoms (4+). This fact leads to the increase of
hole concentration and/or oxygen vacancies [89].

STO:Ni0.12: By increasing twice the Ni doping concentration in STO (from 6% to 12%), all
bands in the VB are shifted by 0.33 eV toward Fermi level (0 eV), and two isolated IELs are
formed: The first one is located at the VBM at around 2 eV and the second one is located in the
band gap at 0.65 eV above the VBM and at 1.02 eV below the CBM.

STO:Fe0.05 and STO:Cr0.05: Doping STO with Fe or Cr results in a shift of the Fermi level
by ∼1 eV toward the VB. One single defect band is formed almost in the middle of the band gap.
In case of STO:Fe0.05, the IEL is located at 0.84 eV above the VBM and at 1.06 eV below the
CBM. For STO:Cr0.05, the IEL is positioned at 0.86 eV above the VBM and at 1.04 eV below
the CBM.

In addition to the dopant bands formed in the band gap of STO, there are additional impurity
bands that overlap with the VB and/or the CB. Even though they do not participate in a
modification of the band gap, they contribute to the electron density of the VB and/or CB of
STO.
From band structure calculations, we showed the formation of localised defect bands (non-
dispersive bands) that belong to the 3d-TM impurities, in the band gap of STO. According to
the data presented in Table. 5.1, doping with Ni seems to be the best candidate in reducing
the optical band gap, and thus the optical absorption edge towards the visible light region is
expanded the most.

5.3.2 Resonant behaviour of TM-doped SrTiO3

Having identified the origin of the main valence band features of the 3d TM-doped STO by DFT,
we now turn to investigate the correlated electronic structure of the 3d-TM states in our samples
by resPES. As discussed in section 2.2, the resonance between direct photoemission and Auger
decay channel, i.e. in this case TM 3d emission and LMM Auger, can strongly enhance the
photoemission intensity. All measurements have been performed at the PEARL and ADRESS
beamlines of the Swiss Light Source. Since resPES is a technique that requires measurements of
the photoelectron spectra for photon energies within the region of a selected absorption edge,
recording of the X-ray absorption (XAS) spectrum is a first step for the resPES studies. In
general, the 3d-TM L2,3-edges are sensitive to oxidation state and ligand field changes [191, 192].
The Ni L2,3, Cr L2,3 and Fe L2,3 XAS spectra are presented in Figs. 5.10 and 5.11.
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Figure 5.10: (a) Ni L2,3 XAS spectra for STO:Ni0.12. (b) Comparison of the Ni L3 absorption spectra for STO:Ni0.06 and
STO:Ni0.12 films.

For STO:Ni0.06 and STO:Ni0.12 films, the Ni XAS spectra have similar features. Thus, only one
case is presented in order to define the characteristics of the spectrum (see Fig. 5.10 (a)): The
2p spin-orbit interaction splits the spectrum in two parts, the L3-edge (2p3/2) at 853 eV and the
L2-edge (2p1/2) at 870.2 eV (labelled #a in the spectrum), with most of the spectral weight in
the L3-edge. The other two features which are labelled #b and #c, lie at approximately 2 eV
and 6 eV higher energy side of the edges, respectively. The first one (#b) is due to splitting
of the 2p53d9 state, resulting from the Coulomb interaction, exchange interaction and crystal
field effects as it was reported by Laan et al. for NiO, and the second one (#c) is attributed
to the satellite structure [103]. A quantitative comparison of the L3-edge for STO:Ni0.06 and
STO:Ni0.12 films in presented in Fig. 5.10 (b). The main line (#a) broadens when increasing the
Ni concentration, in which additional feature is formed at higher energy side of the line (tagged
by the black arrows). This broadening can be mainly resulting from a non-local screening process
that involves the Ni2+ ion and the ligand states, as it was suggested by the analysis of the XPS
data in section 5.1.

Figure 5.11: (a) Fe L2,3 and (b) Cr L2,3 absorption spectra for STO:Fe0.05 and STO:Cr0.05 films, respectively.
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The Fe L2,3 XAS presented in Fig. 5.11 (a) shows the spin-orbit splitting of the two main
absorption lines separated by approximately 11 eV. Let us consider the L3-edge with the most
spectral weight: It is mainly attributed to the Fe3+ contribution in STO. The spectrum has two
maxima, at about 709 eV and 710.8 eV with are related to the eg and t2g orbitals . Another
weak feature formed at 713.3 eV is due to the 2p3d multiplet interaction [193].

The Cr L2,3-edge presented in Fig. 5.11 (b) is also showing the spin-orbit splitting of the two
components L3 (578.5 eV) and L2 (586 eV) edges. The three peaks within the L3 spectrum which
are positioned at 577.3 eV, 578.5 eV and 579.5 eV, reflect the relative strength of the atomic
crystal field interactions [194–196], and the lineshape of the Cr L3 shows a clear correlation with
the octahedral Cr3+ [197].

To determine by resPES the 3d TM related parts of the VB, spectra are recorded at two photon
energies: one across the 3d TM absorption L-edge (resON), and the second below threshold
(resOFF). Since the resonance affects TM 3d states, only the 3d PDOS is left when an resOFF
spectrum is subtracted from each spectrum.

Figure 5.12: Resonant photoemission measurements for the VB of (a) STO:Ni0.06 and (b) STO:Ni0.12 films recorded with
two photon energies. resON: Photon energy around the TM L3-edge absorption. resOFF: Photon energy below threshold.
The difference of the valence bands resON-resOFF, as well as the 3d-TM PDOS of STO:TM systems are also given.

STO:Ni0.06 and STO:Ni0.12

For STO:Ni0.06 and STO:Ni0.12, the intensity of the VB features are strongly enhanced at the
resonance of Ni (2p→ 3d) as it is presented in Fig. 5.12 (a,b) (the new features at the resonance
are marked by the red arrows in the figure). The difference (resON-resOFF) (green solid line),
gives a quantitative representation of the three major resonances labelled 1, 2 and 3. The
maximum of each feature lies at binding energy 3.5 eV, 5.5 eV and 9 eV, respectively. The Ni 3d
PDOS (blue solid line) shows one main peak that matches only with feature 1, yet, features 2
and 3 are not predicted by the calculations. As it fits with the Ni 3d PDOS, feature 1 represents
the main Ni 3d-band that contribute in the VB of STO in this binding energy range. Features
2 and 3 are related to multiplet and satellite structures, respectively, that we are going to
discuss further. In principle, the resonance of multiplet and satellite features results mainly from
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electron-electron correlations. To perform our calculations, we used the LDA approximation,
in which the correlation effects are not included and therefore all the structures that involve
correlations cannot be obtained. Moreover, the difference in intensities and spectral weight of
the Ni 3d PDOS and (resON-resOFF) curve can be related to two facts: surprisingly, it might be
finite hybridization of the Ni 3d and O 2p states, described by charge transfers from the ligand to
the transition metal ions, that makes the O 2p feature to resonate as well at the Ni L-absorption.
The second fact, which is more general, is that the calculated density-of-states does not include
all many-body effects, mainly the scattering effects which are caused by the changes in cross
section with the used photon energy and lead to a serious modification in the spectral intensity.

Figure 5.13: (a) Photoemission intensity map in the valence band region of STO:Ni0.06 films for photon energies within
the Ni 2p → 3d (L3) resonance. (b) Stack of angle-integrated profiles of the VB at photon energies from 850 eV to 856
eV with a 0.5 eV step, that correspond to the XAS spectrum of Ni L3-edge plotted in the figure. hν0=850 eV corresponds
to OFF-resonance. The labels A, B, C and D correspond to the new features observed in the VB at the resonance. (c)
Difference of the valence bands resON-resOFF (∆=hνi-hν0 whith i=1, 2, ..., 12). The arrows correspond to the features A,
B, C and D according to their colours. The black arrow is related to oxygen vacancies neighbouring Ni ions.

A more detailed study of the resonant behavior in STO doped with Ni has been performed and
the data are presented in Figs. 5.13 and 5.14: The STO:Ni0.06 and STO:Ni0.12 VBs were recorded
with photon energies from 850 to 856 eV (with step of 0.5 eV), within the absorption edge of Ni
2p3/2. To facilitate the analysis, each set of data is presented in two ways, as a photoemission
intensity map and as a mesh plot of spectral intensity for different photon energies.

Let us first start with STO:Ni0.06 films (Fig. 5.13). We remind that the main Ni L3 absorption
edge is found at 853.3 eV (#a), followed by a weak feature at around 855 eV (#b) which is
due to multiplet splitting of the 2p53d9 state (see the XAS spectrum in Fig. 5.13 (b)). In the
photon energy range of the Ni L3 absorption edge, a clear resonance enhancement of the in-gap
electronic states is observed. Surprisingly, the intensities of the valence band maxima at EB=
4.7 eV and 6.6 eV with photon energies before- and after-resonance are higher compared to
resON case. In the photoemission spectra of the valence band presented in Fig. 5.13 (b), four
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features can be observed due to Ni (2p→ 3d) resonance, labelled A, B, C and D. These features
are quantitatively extracted by subtracting the resON and resOFF spectra, and the data are
depicted in Fig. 5.13 (c). All features are dispersing at photon energies higher than 852 eV while
staying almost constant at lower photon energies:

Figure 5.14: (a) Photoemission intensity map in the valence band region of STO:Ni0.12 films for photon energies within
the Ni 2p → 3d (L3) resonance. (b) Stack of angle-integrated profiles of the valence band at photon energies from 850 eV
to 856 eV with a 0.5 eV step, that correspond to the XAS spectrum of Ni L3-edge. hν0=850 eV corresponds to resOFF.
The labels A, B, C and D correspond to the new features observed in the valence band at the resonance. (c) Difference of
the valence bands resON-resOFF (∆=hνi-hν0 whith i=1, 2, ..., 12). The arrows correspond to the features A, B, C and D
according to their colours. The black arrow is related to oxygen vacancies neighbouring Ni ions.

A is related to the main Ni 3d band formed at EB=2.8 eV. Its intensity increases and reaches
its maximum amplitude at a photon energy equal to that of peak #a in the XAS (∼853 eV)
attesting that the upper part of the valence band at this binding energy level has Ni 3d character.
At hν=855 eV, the photon energy equal to that of the peak #b, the magnitude of A decreases
again, with the most intensity in features B and C. This means that B and C result from
resonance of multiplet structure, reflecting the strongly-correlated nature of Ni-ions with the
crystal field. While features A, B and C follow a constant binding energy lines with the increase
of photon energy, feature D (at EB=9 eV) keeps at a constant binding energy for photon energies
around 853 eV (Raman-Auger emission) and then starts to follow a constant kinetic energy line
for photon energies away from threshold. This peak is mainly related to an incoherent Auger
decay not participating in the resonance photoemission process and resulting from the satellite
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state located at 6 eV higher binding energy from Ni L3 (see section 2.2 and Fig. 5.3 (d)).

Back to the description we mentioned above about the intensity of the valence band at the
resonance and before/after the resonance: As we discussed, the features A, B, C and D result
from resonance of the main Ni 3d states, Ni related multiplet structures and the satellite structure,
respectively, which also result from the strongly correlated nature of Ni ions with the crystal field
and the oxygen ligand. Assuming that Ni 3d bands are partially hybridized with O 2p bands,
at Ni (2p→ 3d) resonance the electrons which are oxygen related and correlated with Ni ions
will resonate as well and follow same binding energies of the Ni 3d resonating structures. This
phenomenon reduces the spectral weight of the valence band at EB around 4.7 eV and 6.6 eV
where O 2p bands are located, and increases it at lower binding energies (features A and B) and
higher binding energies (feature C) where Ni 3d related states are located.

Another last interesting feature is seen in the gap at EB=1.1 eV (tagged by black arrows in
Fig. 5.13 (c)). This peak overlaps with the famous in-gap state already seen in the bang gap of
reduced STO surfaces called oxygen polaron and is related to oxygen vacancies neighbouring Ti
ions [60]. From this we can assume that these states which are resonating at photon energies
around Ni L3 threshold correspond to localized charge carriers trapped in d-orbitals of Ni ions
surrounding oxygen vacancies. This statement confirms the hybridized nature of Ni 3d and O 2p
bands in the VB of STO.

The same features are also seen in the VB of STO:Ni0.12 films at the Ni (2p→ 3d) resonance
(see Fig. 5.14). Only feature A, which is related to the main Ni 3d-band is more intense and
broader compared to STO:Ni0.06’s case, leading to an enhancement of the Ni related in-gap state.
However, B, C and D seem to be similar for both samples in which their intensities as well as
their general tendencies do not show any remarkable differences.

Figure 5.15: Resonant photoemission measurements for the valence band of (a) STO:Fe0.05 and (b) STO:Cr0.05 films
registered with two photon energies. resON: Photon energy around the TM L3-edge absorption. resOFF: Photon energy
away from the TM L3-edge absorption. The difference of the valence bands resON-resOFF, as well as the 3d-TM PDOS of
STO:TM systems are plotted.
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STO:Fe0.05

Since the photon energy resolution available at the beamline used to perform the experiments on
this sample is not high enough, it was not possible to realise the measurements at various photon
energies across the Fe L-absorption edge in steps of hundreds meV in order to detect the different
oxidation states of Fe in STO films. Therefore, to induce the resonance, we chose one photon
energy across the absorption Fe L3-edge (hν=709.7 eV). The photoemission VB measured with
photon energies at the resonance and before the resonance, the difference (resON-resOFF) curve
and the Fe 3d PDOS are presented in Fig. 5.15 (a).

The intensity of the VB features are strongly enhanced at the resonance of Fe L3-edge, both in the
gap at binding energies around 2.5 eV, and in the valence band at 5.5 eV (resonance of multiplet
structure). The strong background observed at around 8 eV is due to an incoherent superposition
of the photoemission signal with a more intense signal from Fe LMM Auger emissions. Back
to the 3d Fe PDOS, the peak at 3 eV at the edge of the VB matches with the feature resulting
from the difference of resON-resOFF curve at this energy, testifying the involvement of Fe 3d
impurity band at the top of the VB. Yet the peaks resulting from the resonance of the multiplet
structure (at 5.5 eV) and the satellite feature (at 8 eV) are not seen in the Fe 3d PDOS, since
the calculation does not include electron-electron correlations.

STO:Cr0.05

Similarly, in case of STO:Cr0.05 films, the VB was registered using two photon energies, at the
Cr L3 absorption edge (hv=579 eV) and away from the threshold. The experimental data are
presented in Fig. ?? (b) and compared to the Cr 3d PDOS.

The main and almost only Cr 3d band contribution is present in the gap of the films at 2.6 eV
and fits well with the Cr 3d PDOS. Surprisingly, the experimental data does not show any other
features which can be related to correlation effects such as multiplet structures unlike Ni and Fe
doped STO cases.

5.4 Conclusion

In this chapter, the role of 3d metal dopants in STO was studied using experimental and
theoretical approaches. Pure STO(100) and Ni-doped STO(100) films were grown by PLD in
which a detailed study having been carried out to find the optimal growth parameters. Based on
the results, the parameters were found to be 700◦C, 1.10−2 mbar and 1.8 J/cm2 for substrate
temperature, oxygen background gas and laser fluence, respectively. Structural characterisation
analysis showed that Ni doping enhanced the quality of STO thin films. XPS data suggested
that all TM atoms (Ni, Fe and Cr) were successfully incorporated in the lattice of the hosting
system and mostly substituting Ti sites.

Compared to STO, the electronic structures and density of states of the 3d-TM doped STO show
that 3d-TM doping leads to the formation of localized impurity energy levels in the band gap
close to the VB, and can lead to the improvement of visible light absorption.
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Absorption and resonant photoelectron measurements were performed in order to detect the
3d-TM states in the VB and in the gap of STO: According to XAS spectra, Ni, Fe and Cr L-edge
show a strong multiplet splitting structures due to the Coulomb interaction (electron-electron
correlations), exchange interaction and crystal field effects. The resonant photoelectron data
revealed that the TM-3d bands strongly contribute at the top of the VB in the gap, and a
hybridization of the Ni and Fe-3d bands with the O 2p bands is proposed.
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Chapter6
ARPES Studies of Pristine and

TM-doped SrTiO3 Films

As shown in the previous chapters, photoemission has already yielded to a deeper understanding
of the electronic structure of the investigated samples. We now go one step further and add
momentum resolution to study the band structure by means of HR-ARPES.

As already discussed in chapter 1, the formation of charge carriers at the surface of STO can be
induced by creating in-situ oxygen vacancies [15, 16]. The crystal arrangement of the surface
layers appears to be another key reason responsible for the formation and structure of the 2DEG
as it was reported in Refs. [198–200], where the results show a buckling distortion of the SrO
and TiO2 surface layers different from the bulk crystal structure

In the first part of this chapter, our studies of 3d-TM doped STO films are discussed. In these
systems, the 3D bands dispersion in a wide binding energy range are observed, as well as the
localised impurity energy levels in the band gap.
In the second part, an approach to induce the formation of the 2DEG at the surface of STO thin
films is presented. Since its creation depends on both surface structure and surface preparation,
despite its origin, the main goal here is to test the feasibility of this experimentation and the
quality of the films. The properties of the 2DEG formed at the surface of Ni-doped STO films
with Ti-resonant ARPES are also presented and discussed. The data shows that the spectral
feature associated with the 2DEG increases with Ni-doping concentration.
In the last part, we present the measurements for STO:Ni0.12 films, in which an iso-energetic cut
in the gap show a one dimensional distribution along one axis of the surface plane. We assume
that these states are related to Ni impurity bands hybridized with the O 2p bands in the band
gap of STO films.

The HR-ARPES measurements were performed at the CASSIOPEE beamline of SOLEIL syn-
chrotron. To avoid oxidation and adsorption in air, the samples are transferred in-situ from the
PLD chamber to the analysis chamber by means of an UHV suitcase. The resonant-ARPES
measurements were performed at the ADRESS beamline of SLS by Dr. Vladimir Strocov and
Dr. Juraj Krempasky. The author of this thesis processed and analysed the data.
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6.1 Band Structure of the TM-doped SrTiO3 Films

Substituting Ti by 3d-TM ions in STO leads to electron/hole doping and makes the system
semi-conducting already for very low carrier concentrations as it was demonstrated by Koonce et
al. for Nb-doped STO [201].
In the previous chapter, we reported the formation of in-gap states associated with the impurity
ions for STO films doped with several 3d-TM ions, as well as a hybridization of the impurity
energy levels with O 2p states. Indeed, the effect of electron correlation in these systems plays a
key role in the modification of their electronic properties. This declaration can be verified by
ARPES measurements on the correlated 3d-TM doped STO. The focus of the studies is placed
on the impurity energy levels in the gap, but in addition the dispersion of the bulk bands in a
wide binding energy range is also investigated and compared to the non-doped system.

The ARPES data presented here are measured at two different endstations:

1. Pristine and Ni-doped STO films were measured at the HR-ARPES endstation of the
CASSIOPEE and ADRESS beamlines.

2. Fe and Cr-doped STO films were measured at the ARPES endstation of the PEARL
beamline.

The experimental geometry is almost the same for the three endstations (see Fig. 6.1 (d)).
The entrance slit of the hemispherical analyzer is aligned along the (100) direction of the films.
The angular scanning direction (θ) is perpendicular to the alignment direction. The angular
acceptance of the analyzer at CASSIOPEE (ADRESS, PEARL) is ±15◦ (±10◦, ±30◦). The
synchrotron beam enters at an angle of α=45◦ at CASSIOPEE, 20◦ at ADRESS and 60◦ at
PEARL with respect to the y-axis. Apart from changes in the relative intensities, these differences
in the geometry do no affect the data.

Coming to the computational details, some theoretical specifications are given. A powerful aspect
of the KKR-GF method is given by the ability to perform ARPES calculations based on the so-
called one-step model of photoemission (see section 2.1) in which same experimental parameters
such as measurement geometry, photon energy, binding energy and k-vector resolutions can be
taken into account. However, we were not able to generate a converged surface potential within
a tight-binding model, as we are dealing with thin films close to a 2-dimensional system; thus,
the same bulk potential as the one used for the ground states calculations in section 5.3 is used
here for each system.

This part of the chapter is structured as follows: first, a photon energy scan for the Ni-doped
STO film in presented and compared to the corresponding calculations for pristine and doped
STO; second, the experimental as well as the theoretical ARPES data from all samples are
introduced.
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Figure 6.1: Dispersion along the kz at BE=4 eV below Fermi energy from hν=50 eV to hν=175 eV showing the high
symmetry points. The computational data from the one-step model of photoemission for bulk STO and STO:N0.12 are
displayed in (a) and (b), respectively. (c) The experimental data for STO:Ni0.12 films. (d) Notation of the high symmetry
points within the first BZ of STO. (e) Measurement geometry.

6.1.1 Photon energy scan

The ARPES calculation for bulk STO(001) and STO:Ni0.12(001) and experimental data for
STO:Ni0.12(001) films are displayed in Fig. 6.1. The dispersion along the kz is obtained by
scanning the photon energy. The conversion from hν to kz is carried out within the free electron
final state approximation discussed in section 2.1 and an inner potential of 14.65 eV was retrieved
from the periodicity observed in the measurements. The high symmetry points at kx=0 Å−1

(kx=0.8 Å−1) are named Γ and Z (X and A) as labelled in Fig. 6.1 (d).

The data in Fig. 6.1 are presented for a binding energy of 4 eV below the Fermi level. Let us
first compare the characteristics of the theoretical data for bulk STO(001) and STO:Ni0.12(001):
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At first sight, the main features that correspond to the high symmetry points are the same for
both cases. Yet, if we look closely at the Γ and X-points (hν=150 eV), a clear change in the spot
shape is observed. Similar changes are also detected around the other symmetry points. This
dissimilarities result from a slight upward binding energy shift of the bands for STO:Ni0.12 in
comparison with STO. This shift will be discussed more in details in the next paragraph. Another
remarkable difference is the intensity embodied in the background all over the kx and kz ranges
in case of STO:Ni0.12. This intensity is purely related to the localised Ni impurity bands formed
at this binging energy level and more importantly, it confirms that these states are located not
only around a specific symmetry point or one direction, but they are homogeneously localised
in the whole volume of the Brillouin zone for a given binding energy. The experimental data
displayed in Fig. 6.1 (c) for STO:Ni0.12(001) films are in a good agreement with the theoretical
results except for the intensity of the symmetry points at higher photon energy. The experiments
show a weak intensity around the Γ-point in comparison with the A-point. The reason for this
is the flux of the photon beam that reduces with the increase of hν. However, the line profile
plotted for hν=150 eV confirms the position of the Γ and X-points. The Z-point is detected at
hν=124 eV. These values correspond to the third Brillouin zone along the kz-axis.

6.1.2 Measurements along ZA

Experimental band dispersion and corresponding ARPES calculations (one-step model) for the
STO, STO:Ni0.12, STO:Fe0.05 and STO:Cr0.05 along the ZA direction are displayed in Fig. 6.2.
All data are recorded with a linearly polarized light of 200 eV at RT for a wide binding energy
range (10 eV below the Fermi level).
Let us first discuss the data of the reference sample: STO(001) (see Fig. 6.2 (a)). The most
significant feature is a nice dispersion of the bulk O 2p bands partially hybridized with Ti 3d bands
between 4.5 eV and 10 eV below the Fermi energy, which is also shown by the angle-integrated
VB profile. The shake-up peak at around 3.8 eV is a polaron mostly related to Ti/Sr vacancies
as it was reported by Janotti et al. [202], and it is reflected by the relatively weak local intensity
observed at this binding energy level in the E-kx plot.

For the sake of clarity, only data of STO:Ni0.12(001) films are presented (in Fig. 6.2 (b)). Note
that no major differences between STO:Ni0.12(001) and STO:Ni0.06(001) are detected but only
some minor intensity variations in particular when it concerns the impurity states. ARPES data
on STO films doped with Ni show a different behaviour; The main bulk band between 7 eV and
9 eV, is shifted to lower binding energy level by 1 eV in comparison to pure STO films. The
upper bands between 4 eV and 6 eV, are shifted by ∼1.3 eV to lower binding energy, but also
hybridized with the localized Ni 3d-bands formed at the top of the valence band. The angle
integrated VB assigns as well the formation of an in-gap state between 2 eV and 4 eV (tagged by
the blue arrow).

Note that the data of STO:Fe/Cr films were obtained with a different synchrotron light source
resulting in different intensities and resolutions. Doping STO films with Fe also leads to a band
shift of ∼1 eV toward the Fermi level (see Fig. 6.2 (c)). The Fe 3d-bands are detected at 2 eV
and strongly hybridized with O2p and Ti 3d bands. The band dispersion plot of Cr-doped STO
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Figure 6.2: experimental band dispersion along the kx direction for ky=0 Å−1, and corresponding ARPES calculations
based on one-step model of photoemission, respectively, for (a) STO(001), (b) STO:Ni0.12(001), (c) STO:Fe0.05(001) and
(d) STO:Cr0.05(001) thin films. Data shows the bulk bands dispersion and the localized impurity bands at the top of the
valence band for the 3d-TM doped STO films. Angle-integrated valence band for each system is also plotted showing the
in-gap states resulting from the formation of 3d impurity bands (coloured arrows). All data are acquired with linearly
polarized light of 200 eV. The measurements were performed at room temperature. Fermi level is set to zero.

films in Fig. 6.2 (d) shows the same characteristics for the bulk bands which are shifted by ∼0.8
eV toward the Fermi level and the localized Cr 3d-bands are observed in the gap at around 2.5
eV.

Before going into the details of the ARPES calculations based on the one-step model of photoemis-
sion, let us note that we only used the LDA approximation for the exchange-correlation potential
(see section 3.1.2). Such a description underestimates the short range electron correlation effects
which are very important in these systems. However, it provides the basic shape of the band
structure and in the case of doped STO even gives a quantitative description of the impurity
bands. The impact of correlation effects on the electronic structure of the present systems will
become clearer in the following.

The STO band structure consists mainly of O 2p bands partially hybridized with Ti 3d bands
dispersed between 2.5 eV and 7 eV below the Fermi level (right panel in Fig. 6.2 (a)). The
dispersion of the bands with respect to k-vector is in a good agreement with the experimental
data. Yet the measurements show a shift of the bands compared to LDA calculations (i.e. a shift
of the Fermi level). This disagreement reflects the limitations of DFT with LDA especially when
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it deals with strongly correlated systems. One approach used to improve the energy band gap
in STO is the DFT+Hubbard U method where U counts for the calculation of the electronic
couplings [203].
Despite the position of the Fermi level, the calculated band dispersion of STO:Ni0.12 is closely
similar to the measured one, notably the localized Ni 3d energy levels formed at the top of the
valence band (right hand plot in Fig. 6.2 (b)). Same description is also valid in the case of STO
doped with Fe and Cr (LDA calculations in Fig. 6.2 (c,d)). Another discordance is observed
between the theoretical and experimental results: the measured bands show a broadening of
the VB with respect to binding energy compared to the theory. This is also due to the strong
electron-electron correlations occurring in these materials that lead to different matrix elements
for the initial and final states which are not taken into account in our calculations.

In summary, the band dispersions for undoped and 3d-TM doped STO are in qualitative agree-
ment with the one-step model calculations. The impurity bands are localized mainly at the top
of the valence band forming an in-gap state at around 2-2.5 eV below the Fermi energy and most
importantly hybridizing with the bulk bands of STO.

6.2 2D Metallic States

In the preceding paragraph, we have presented an ARPES study of STO(001) and TM-doped
STO(001) films in a wide binding energy scale and revealed the formation of localised 3d impurity
energy levels in the band gap. Now we investigate how conductivity can be induced at the surface
of Ni-doped films by creating the two dimensional electron gas; In principle, just like it is possible
to get a 2DEG at the surface of STO, it might be possible to reproduce a similar phenomenon
with STO surface doped with TM-ions.

6.2.1 SrTiO3(100) thin films

The 2DEG at the surface of pure STO films is not the aim of our studies. However, as STO
is our reference sample, we performed only basic measurements which are already published
previously in literature.

In order to create in-situ oxygen vacancies, a reduced STO surface is required. For this, we
prepared the sample in a relatively low oxygen atmosphere of 1.10−7 mbar at high temperature
(650-700◦C). Our measurements presented in this section were all performed at T=90◦C.
The XPS measurements for the reduced STO surface are presented in Fig. 6.3 (a) in black. The
Ti 3p core level shows one peak at 38 eV that corresponds to Ti with an oxidation state of 4+ and
no signature for Ti3+ formation. Surprisingly, the intense peak positioned at 6 eV lower binding
energy from the Ti4+ is mainly related to a Ti1+ state. It is not common to see the formation
of Ti1+ at the surface of STO; As it was demonstrated by Scheiderer [204] for LTO grown on
STO substrate, the titanium valence is tentatively connected to the oxygen content in which it
scales with the oxygen pressure. Here, the sample was annealed in a low oxygen atmosphere
at high temperature in comparison to the optimal growth conditions used during the growth.
Such environment results in an insufficient oxygen out-diffusion from the surface, and then the
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Figure 6.3: (a) XPS spectra for core levels, valence band and in-gap states of the sample measured after the growth (red
line) with hv=1486.6 eV, and after annealing at T=700◦C in partial oxygen pressure (black line) with hv=150 eV. (b) EDC
close to Fermi energy of the reduced sample registered few minutes after exposure to the synchrotron beam showing the
primary quasiparticle states (QP) and polaron replicas, with corresponding ARPES plot around the Γ point demonstrating
the dispersion of the 2DEG. The spectra were registered with circularly polarized light of 150 eV at T=90 K. The Fermi
level is set to zero.

present oxygen ions contribute to reach the optimal oxidation conditions for Ti ions in STO. This
experimental condition favours the formation of Ti1+ ions rather than Ti3+ ions. On the other
hand, the XPS spectra of the same sample measured directly after the growth with hv=1486.6
eV (red line in Fig. 6.3 (a)), where the resulting data are mostly bulk related, show a weak Ti1+

peak. Therefore, in comparison to the measurements at low photon energy (hv=150 eV, surface
sensitive) we assume that Ti1+ ions are likely formed at the first top layers of the films, which
explains the high intensity of the Ti1+ peak. This finding has been reported in literature and
the present measurements are not enough to prove if it affects or not the properties of the 2DEG
states. In the band gap, the formation of in-gap state at 2.8 eV is visible, originating from cation
vacancies (here Ti), and can be mainly related to the Ti1+ peak observed [202]. However, the
in-gap state at 1.2 eV related to oxygen vacancies responsible for the formation of a polaron in
this range of energy (reported in [202,205,206]) is not detected in our measurements.

The intensity in the vicinity of the Fermi level strongly arises indicating the formation of the
2DEG (see Fig. 6.3 (b)). The first main peak in the EDC (energy distribution curve) cut, at
Fermi energy demonstrates the dispersion of the primary quasiparticle (QP) bands followed by
polaron replicas at higher binding energies which are separated by approximately 100 meV. The
corresponding ARPES data shown in Fig. 6.3 (b) are registered with circularly polarized light
of 150 eV in a small binding energy range close to Fermi level around the Γ point. The plot
shows the dispersion of the dxy bands and the shallower heavy band originated from the dxz/yz
orbitals [15,16]. The QP band followed by two polaron replicas were also resolved, each separated
by approximately 100 meV accompanied progressively by a loss of intensity [207]. Back to the
features we observed in the band gap and core levels, the oxygen vacancies and Ti3+ did not
contribute here to the formation of the metallic state. This opens again the question about the
origin of the 2DEG formed at the surface of STO.

As mentioned at the beginning of this paragraph, the 2DEG on STO was not our goal in this
work, and therefore we did not perform more measurements on it. Its presence testifies however
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the high quality of our samples.

6.2.2 SrTiO3:Ni(100) thin films

In the present investigation, we have explored the formation of the 2DEG at the Ni-doped STO
films by means of Ti-resonant ARPES. That means the measurements are performed at photon
energies around the Ti L-edge absorption peaks, in order to enhance the emission from the
states represented by the 2DEG, which have a high degree of Ti 3d character. In addition, a
comparative study of the 2DEG properties as a function of Ni dopant concentration is also
discussed.

Figure 6.4: (a) Photon energy scan for kx=±0.2 Å−1 (Γ point) of STO:Ni0.06 films. Three photon energy ranges are
considered: Below Ti L-edge (hν=270-420 eV), around Ti L-edge (hν=455-470 eV), and above Ti L-edge (hν=500-900
eV). The corresponding Ti L2,3 XAS spectra are displayed. (b) Angle-integrated valence bands for three different photon
energies below, around and above the Ti L-edge, showing the in-gap states and the 2DEG development. Measurements are
registered with circularly polarized light at 15 K.

Photon energy dependency

To catch the resonance of the Ti 3d related parts at the Γ-point, spectra of the VB are taken at
various photon energies across the Ti L2,3-absorption edge in steps of 0.2 eV for kx = ±0.2 Å−1.
The VB spectra are also registered at photon energies below and above the Ti L-edge which
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allows to probe less and more deeply into the samples, respectively (kz dependency). The data
for STO:Ni0.06 films are depicted in Fig. 6.4.

Let us first mention that, the inelastic mean free paths of the valence photoelectrons in STO,
which represent approximately the mean depths of emission from the sample, are estimated to
be 8 Å for hν=270 eV, 10 Å for hν=465 eV and 16 Å for hν=900 eV.

In Fig. 6.4 (a) the x-ray absorption spectrum of the Ti L-edge is presented, and the main features
are labelled. It shows the spin-orbit splitting of the L-edge in L2 and L3, as well as the crystal
field splitting into t2g and eg orbitals. At photon energies below the Ti L-edge (hν=270-420 eV),
the in-gap states around EB=1.2 eV (oxygen vacancy state) are developing and no enhancement
of the Ni-impurity states is observed (see the valence band at hν=350 eV in Fig. 6.4 (b)). At
photon energies around the Ti absorption edge (hν=455-470 eV), the intensity of the VB features
of O 2p and Ti 3d character are strongly enhanced (see the valence band at hν=456.5 eV in Fig.
6.4 (b)). Above the Ti L-edge (hν=500-900 eV), the in-gap states drastically decay with hν (see
the valence band at hν=610 eV in Fig. 6.4 (b)).

Figure 6.5: (a) Angle-integrated cut through Γ-point at hν=460.5 eV of STO:Ni0.06 films: in-gap states and 2DEG at Fermi
level developing under irradiation over 20 min. (b) Fermi surface (EB=0.1 eV) registered at t=t0+5 min and t=t0+20
min of irradiation showing an enhancement of the 2DEG signal. (c) Two-dimensional visualization of the Fermi surface at
Γ-point together with the notation of the different Ti 3d t2g suborbitals. (d) Fermi surface (EB=0.1 eV) around Γ-point
of STO:Ni0.12 films registered at hν=460.5 eV at t=t0+5 min under irradiation. (e) Profile cut from Fermi surface map
of STO:Ni0.06 and STO:Ni0.12 films, for ky=0 ±0.2 Å−1. The data show the presence of Ti 3d dxz/yz bands in case
of STO:Ni0.12 films in addition to the dxy band compared to STO:Ni0.06. Measurements are registered with circularly
polarized light at 15 K.
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According to these data, the 2DEG is clearly observed only inside the Ti 2p → 3d resonance,
and a strong contribution of the O 2p states is revealed, unlike the Ni 3d-impurity states. In
fact, the minimal photon energy used for these measurements is 270 eV and corresponds to 8
Å the mean depth of emission from the sample, which is equivalent to ∼2 u.c in thickness. So,
the absence of the 2DEG off the resonance and the decay of the in-gap states with the photon
energy assign their surface localization within 1 u.c or 1.5 u.c in thickness, or more precisely in
the top most film containing 2 or 3 layers of TiO2 composition.

Time dependency

The time dependent behaviour of STO:Ni0.06 films under UV-irradiation is presented in Fig.
6.5 (a), where angle-integrated cut through the Γ-point at 460.5 eV is recorded. The spectral
intensity of the VB shows that the in-gap states and Fermi states are increasing with irradiation
with time over 20 min. Moreover, the enhancement of the in-gap states is followed by a reduced
intensity of the O 2p bands as it is showed in the valence bands at t=t0+2 min and t=t0+20 min
under irradiation. And the Ni-impurity states localised at EB=2.5 eV do not show any evolution
in this time frame. Therefore, the intensity of the in-gap states seems to be directly related
to the O 2p bands but not the Ni 3d states. The corresponding Fermi surface maps (EB=0.1
eV) at t=t0+5 min and t0+20 min under irradiation show also an enhancement in the structure
and intensity of the metallic states at Fermi level with time (see Fig. 6.5 (b)). The metallic
surface states seem to have a dxy character with no signature of the dxz/yz bands. We remind
that the measurements here are performed at T=15 K. At this temperature, STO incurs a phase
transition to a orthorhombic unit cell [55], so the lattice is arranged by altering the Ti-O-Ti
bond angles between two neighbouring octahedrons. Consequently, the ordering of the Ti 3d
t2g suborbitals is affected, in which the dxy and the dxz/yz are energetically splitted (see section
1.1.2).

The same investigation was performed for STO:Ni0.12 films and showed similar time dependent
behaviour. However, the Fermi surface map registered at t=t0+5 min under irradiation with the
same photon energy (hν=460.5 eV) shows different dispersion as for STO:Ni0.06 films, in which
the dxz/yz-cross is present in addition to the dxy-circle (see Fig. 6.5 (c-e)). This observation leads
to several questions:

1. How the Fermi states are developing under light within longer time frame, until saturation
is reached. In particular, define if the suborbitals appear simultaneously or first the dxy
fills and then the dxz/yz for the different Ni-doping concentration.

2. If we assume that the population of the suborbitals differs from STO:Ni0.06 and STO:Ni0.12

due to the distortion of the TiO6 octahedrons, the main question will be if this distortion
is occurred because of the doping and if Ni 3d states are contributing indirectly to develop
the metallic Fermi surface states.
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Figure 6.6: STO:Ni0.06 films: (a) Resonant-ARPES registered with four photon energies that correspond respectively to
the absorption edge of Ti L3(t2g), L3(eg), L2(t2g) and L2(eg). Data are registered with circularly polarized light in the ΓX
direction at 15 K. Fermi level is set at EB=0 eV. (b) Zoom-in around Fermi level. (c) MDC at EF=0±0.05 eV. The black
arrows and blue arrows are assigned to the dxy bands and the dxz/yz bands, respectively. (d) Evolution of the valence band
states (O 2p bands) and the in-gap states at the different resonance edges as it is presented in the figure.

Ni concentration dependency

The Ti-resonant ARPES measurements in the ΓX-direction (normal emission) for STO films with
the two different Ni content 6% and 12% are displayed in Fig. 6.6 and 6.7, respectively. Note that
the intensity scale of the colour map used to plot the data is the same for both figures. All the
measurements are performed using a circularly polarized light at T=15 K. Let us first describe
the main features observed in the figures, and then discuss the resemblances and dissimilarities.

In Fig. 6.6 (a) and 6.7 (a) the bands are measured in a wide binding energy scale using four
photon energies that correspond to the Ti L absorption edge (see Fig. 6.4). For both samples,
the plots show a dispersion of the bulk bands located at binding energies between 4 eV and 9
eV (mainly O 2p bands), with the VBM centred at kx=0 Å−1, and the 2DEG at Fermi Level
formed at the Γ-point. However, in case of STO:Ni0.06, the Γ-point (kF , where F is for Fermi
level) is shifted by 0.12 Å−1 from the VBM and in the case of STO:Ni0.12 kF is at 0.02±0.02
Å−1. If we compare the resonant behaviour of the in-gap states (at EB=1.2 eV) and the O 2p
bands (at EB around 7 eV) at the Ti L-edges (see also the valence bands in Fig. 6.6 (d) and 6.7
(d)), we find that in case of STO:Ni0.06, the in-gap states are more pronounced at the L-t2g edge,
and the O 2p bands are more intense at the L eg-edge. For STO:Ni0.12, the in-gap states are
more pronounced at the L2,3 t2g-edges, and the O 2p bands are more intense at the L eg-edges.
Although, the average intensity of the STO:Ni0.12 bands is higher with more contrast compared
to STO:Ni0.06 despite the photon energy.
Coming now to the 2DEG at Fermi surface, the data in Fig. 6.6 (b-c) and 6.7 (b-c)) show that
its structure and properties are photon energy dependent: As the photon light used is circularly
polarized, all orbitals are probed. Therefore the bands that might be visible in the vicinity of
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Figure 6.7: STO:Ni0.12 films: (a) Resonant-ARPES registered with four photon energies that correspond respectively to
the absorption edge of Ti L3(t2g), L3(eg), L2(t2g) and L2(eg). Data are registered with circularly polarized light in the ΓX
direction at 15 K. Fermi level is set at EB=0 eV. (b) Zoom-in around Fermi level. (c) MDC at EF=0±0.05 eV. The black
arrows and blue arrows are assigned to the dxy bands and the dxz/yz bands, respectively. (d) Evolution of the valence band
states (O 2p bands) and the in-gap states at the different resonance edges as it is presented in the figure.

the Γ-point are the 2D dxy and the 3D dxz/yz. The dxy are clearly visible at all Ti threshold,
and the energetic width of the dxy bands are approximately 300 meV for STO:Ni0.06 and 400
meV for STO:Ni0.12. In addition to the dxy bands, at photon energies in the vicinity of Ti L2,3

eg, the flat dxz/yz bands are visible, with a bandwidth of few meV located at Fermi level (tagged
by the blue arrows in the MDC (momentum distribution curve) plots in Fig. 6.6 (c) and 6.7 (c)).
Interestingly, despite the Ni content in the films, the structure of the bands at kF is showing a
less polaronic weight (almost not visible) compared to STO (see Fig. 6.3).

Coming to the discussion; Previously, Plumb et al. reported on the band structure of nominally
flat STO measured with circularly polarized light and found that the 2DEG band width is about
230 meV and located at kF=0.18 Å−1 [64]. Also, in [126], temperature dependent band structure
measurements on STO films with 10◦ miscut to (001) at Γ-point showed the variation of kF of the
outer dxy state for different temperatures, in which a shift of 0.12 Å−1 was observed at T=20 K.
They related these findings to the TiO6 distortion occurred during the phase transition at such
low temperature and the lattice arrangement at the surface. Our data showed that the Γ-point
is located at kF=0.12 Å−1 for STO:Ni0.06 films and returns back to kF=0.02 Å−1 for STO:Ni0.12.
A possible explanation of the observation, is an interplay between Ni impurities, distortion of the
TiO6 octahedron and their Ti-O-Ti bond angles: The distortion of the TiO6 octahedron at low
temperature is responsible for the kF shift in pure STO. The reduction of the kF shift in Ni-doped
STO is found to be proportional to the increase of Ni content. Assuming that Ni substitutes
Ti, Ni2+ (6-coordinate, octahedral: r=83 pm [208]) has larger ionic radius compared to Ti4+

(6-coordinate, octahedral: r=74.5 pm [208]), implying a new lattice strength that can change
the distortion of the octahedron differently. The bond angle between neighbouring octahedral is
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modified, and affect the symmetry of the structure.

Distortion of the octahedron does not affect only the symmetry of the structure but also the
band dispersion, in which the splitting between the dxy and dxz/yz can differ accordingly [34].
Here, the dxy bands are visible at all Ti L-edges. Moreover, the intensity of in-gap states, which
are correlated with the Ti 3d states, show an impotent enhancement at the t2g-edge compared to
eg-edge where the resonance has mostly an O 2p character. This means that dxy bands are at the
lowest energy in the CB, and therefore they have the highest probability to be filled. Additional
to the light band with xy-symmetry, we observe the bottom of the flat heavy band dxz/yz with
hν=eg-edge. The absence of the dxz/yz bands can be explained by their higher binding energy
level, not enough to be reached at hν=t2g-edge.

It was reported that the bottom of the dxy bands of nominally flat STO measured with circularly
polarized light is in the range of 230 meV and can decreases in case of STO surface with
terrace [64,126]. Here, the size of the parabola increased to 300 meV and approximately to 400
meV when doping STO with 6% and 12% of Ni respectively. All the previous data did not show
any direct contribution of the localised Ni impurity bands in the formation of the 2DEG nor
signature for Ti 3d-Ni 3d correlations. Yet, Ni-ions might indirectly be contributing by enhancing
the number of oxygen vacancies and the free electron density. In fact, Ni atoms substitute the
Ti atoms with valence of 2+ instead of 4+, in other words, every Ni replacing one Ti leads to
create two oxygen vacancies and therefore 2 trapped electrons.

As we mention in the description of the data, the polaron replicas are not visible, although the
Luttinger volume (QP and polaron replicas) of the light dxy subband is slightly larger compared
to STO. In fact, when the carrier density is approaching a high order (ne=9.1013 cm−2), the
effective electron-phonon coupling strength decreases from α=2.8 to α=1.3 as it was reported
by Wang et al. [60] in their study on the evolution of the 2DEG spectral function with carrier
concentration in STO. As a result, the polaron replicas become hard to be experimentally resolved,
which might explain our current findings.

6.3 New Metallic State on SrTiO3:Ni0.12 Films

Here in this section, we will examine various isoenergetic (kx-ky) maps from different binding
energy level and close to Fermi energy. The measurements were performed at RT with two
photon energies hν=124 eV and 150 eV and for kx (ky) along the [100] ([010]) direction centred
at kx=ky=0 Å−1. For clarity reason, we will only show results with hν=124 eV that corresponds
to the ZA direction (see Fig. 6.8 (a)).
The data of STO and STO:Ni0.12 films are depicted in Fig. 6.8 (b). Deep in the valence band,
at high binding energy levels the isoenergetic maps (first column) show a high cubic symmetry
for the undoped and Ni-doped STO films with mentioning that same features were not found
exactly at the same binging energies; The states are shifted to lower binding energy level by
∼300 meV for the doped films. At the top of the valence band which corresponds to EB=4.5 eV
for STO and 4.2 eV for STO:Ni0.12 films, the intensity maps also show a cubic symmetry, but the
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Figure 6.8: (a) Location of the high symmetry points with respect to the probed plane. (b) Intensity plots of the measured
STO and STO:Ni0.12 kx-ky surfaces at different binding energy levels. (c) corresponding band dispersions in the kx and
ky directions. (d) ARPES for STO:Ni0.12 films in the ky direction close to Fermi energy with the corresponding EDC and
MDC cuts as it is displayed. Data are registered with linearly polarized light of hν=124 eV at RT.

states around (kx=±0.8 Å−1, ky=0 Å−1) for the Ni-doped films are not present. Closer to Fermi
level (at EB=1.3 eV), the undoped films are showing no trace for an in-gap state, as expected.
For Ni-doped films, an unexpected signal is observed around ky=0 Å−1 all along kx direction.
For a better description of the data, we plot the corresponding band dispersion in the kx and ky
direction over a wide binding energy scale, and the results are displayed in Fig 6.8 (c). In the
following we are interested in the detected features within the band gap; In the kx direction, as
it was discussed previously in section 6.1.2 for STO:Ni0.12 films, the localised Ni 3d- bands are
formed in the gap at around 2.5 eV without dispersing along k-vector. In the ky direction, the
impurity states seem to be dispersing around the Z-point (ky=0 Å−1). A close up of the region
between 0 eV and 3 eV with the corresponding EDC and MDC at BE=1.3 eV are presented
in Fig. 6.8(d). The data show clearly the intensity arising in the band gap up to 1.3 eV and
confined in the centre at ky=0 Å−1. The actual measurements are not enough to have a certain
interpretation for these observations. Yet, one can retrieve possible hypothesis; One plausible
explanation for this behaviour is the braking of homogeneity of Ni-impurities in the films due to
the exposure to the synchrotron radiation, meaning that despite the origin of these states, they
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were formed during the photoelectron measurements and not the growth. In this case, multiple
domains for the oxygen octahedral (centred by Ni ion) might find their stability in different
preferred orientations of the axis of the Brillouin zone. However, other structural defects such
as oxygen vacancies in the films could offer another alternative explanation for the present 1D
dispersed in-gap state.

6.4 Conclusion

We have presented the band dispersion of STO and 3d-TM (TM=Ni, Fe and Cr) doped STO thin
films in a wide binding energy range. For the doped films, the bands are shifted toward Fermi
Level and localized impurity 3d-bands are observed at around 2.5 eV in the gap of STO. The
one-step model computational data with LDA are in a good agreement with the experimental
results when it comes to the dispersion of the bands despite the position of Fermi level and
the bands width. In order to correct the position of EF , one can use LDA+U approximation.
LDA+DMFT calculations are necessary to introduce all correlation effects that affect the width
of the bands, and might also modify quantitatively the electronic structure.

One approach to manipulate the 2DEG formation at the reduced surface of STO thin films was
presented. The creation of oxygen vacancies and the presence of Ti1+ ions are mainly responsible
for the filling of the Ti 3d states in the presented data.

Results on Ti-resonant ARPES for Ni-doped STO films show that the 2DEG states disperse
within 1 u.c or 1.5 u.c at the surface. In general, the distortion of the TiO6 octahedron, responsible
for the splitting between the dxy bands and dxz/yz bands, affects the filling of the Ti 3d states.
Doping with Ni seems to be efficient to reduce the octahedral distortion: the Γ-point was found
at 0.12 Å−1 for STO:Ni0.06 and at approximately 0.02 Å−1 for STO:Ni0.12 versus 0.18 Å−1

for STO (from the literature). At the Ti L eg-edge, in addition to the 2D dxy bands, the 3D
dxz/yz are present at few meV from Fermi level, and move slightly to lower binding energy with
Ni-doping content. These observations indicate a change in the octahedral deformation under
lattice strength due to the doping, which therefore reduces the splitting between the dxy and
dxz/yz bands, as well as the symmetry of the lattice.

At last, results of STO films doped with Ni were presented more in details and compared to pure
STO films. The bands structure of the two named systems deep in the valence band are similar
with a small energy shift of 300 meV lower binding energy for the doped films. Ni impurity bands
are localized in the kx direction at 2.5 eV and dispersing in the ky direction around ky=0 Å−1

at 1.3 eV. Likely this in-gap state can be attributed to Ni impurity bands or oxygen vacancies
created in the films during the measurements. However, resonant ARPES in this case would
be necessary to make a conclusive statements about surface states and their evolution with
experimental conditions such as temperature, photon irradiation and oxidation.
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Chapter7
X-Ray Photoelectron Diffraction of

Ni-doped SrTiO3 Films

In the previous chapters, we showed clear hints, which are based on XPS measurements and
KKR-calculations, that Ni dopants occupy substitutional position in the lattice. The main
objective of this chapter is to proof this hypothesis and to study structure close to the surface by
XPD.

XPD is a powerful method used to determine element-specific local atomic surface structure
of materials. Shortly, photoelectrons are emitted by absorbing photons in the energy range of
the x-ray regime. These electrons scatter in a coherent manner with neighbouring atoms and
constitute an interference pattern with the non-scattered direct electron wave [209]. Therefore,
by scanning the intensity distribution of the photoelectrons in function of θ and φ for an ordered
crystal, a diffraction pattern can be registered that contains information about the local structure
around the emitter atoms. This method is quite interesting to investigate films structures and
the local environment of impurities (dopant atoms) inside the surface. A detailed introduction of
the method is discussed in section 2.3.

In this chapter we present and discuss the XPD measurements of pure STO and STO:Ni0.12 thin
films. Our experiments were performed at the ARPES endstation of the PEARL beamline at
SLS. XPD data were recorded within a high and low kinetic energy ranges in order to spot the
consequences of backscattering effects on the interference and outgoing waves. Measurements
were also performed for energies in the vicinity of Ni 2p core level to get information on the
position of Ni atoms in the film structure. The data are supported by photoelectron diffraction
simulations based on the multiple scattering (MSC) theory. This part has been performed in
collaboration with Prof. Didier Sébilleau at Rennes University. The fundamental physics behind
this method as well as the structure of our simulations will be described. The scattering factor
and diffraction patterns for several atomic configurations will be considered and investigated. At
last, our experimental data meet with our theoretical results leading to several conclusions and
hypothesis about the local atomic structure of the films.

89



7.1 Photoelectron Diffraction Measurements

The quality of the structural characteristics that can be extracted from XPD measurements
strongly depends on the experimental instrumentation such as angular resolution, angular window
covered by the detector and the sampling density, as well as on the investigated sample. In
principle, one needs to use a conventional hemispherical analyser with one channeltron detector
to evaluate several thousands angle settings controlled by the sample manipulator [210]. In this
case, the measurement time can be of the order of tenth of hours for one full diffraction pattern.
An alternative direction but less time consuming is described by the use of a two-dimensional
detector instead of a conventional channeltron detector. Here the data are recorded over a long
line on the hemisphere above the sample for each angle setting rather than only one point. In
other words, the diffraction pattern over a large solid angle is measured in a parallel mode (see
Fig. 7.1 (a)). In this way, the measurements time is reduced, as well as the number of registered
points while always sustaining the same angular resolution and statistical reliability.

In the present work, a 60◦ line on the hemisphere above the sample is registered for each angle
setting (θ,φ) of the manipulator. Further details about the experimental setup and measurement
geometry are described in section 2.4.3.

Figure 7.1: (a) Hemispherical scanning scheme of XPD. Each of the curved lines in the plot corresponds to the α interval
detected in one shot. The resulting Iα measured at several polar angles θ are gathered to form a large slice from the 2π
intensity distribution (adapted from [125]). (b) Measured photoelectron intensity of the Ti 2p3/2 peak of STO(001) films
versus kinetic energy and emission angle α at (θi,φi). The vertical (horizontal) solid line is profile integrated over the full
angle (energy) range. (c) The actual θ and φ values of the XPD scan with ∆θ=1◦ and ∆φ=40◦.
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To sample the angular distribution over the full hemisphere, the following procedure is adopted:
the polar manipulator angle θ is rotated in steps of 1◦ from θ=90◦ to normal emission θ=0◦.
Once the first slice in completed, the sample is rotated around the azimuthal angle φ by 40◦

before taking the second tranche. We repeat this procedure nine times to cover the whole range
of φ (360◦) and therefore the whole hemisphere (see Fig. 7.1). The counting time at each angle
setting is 36 seconds, and the total lag time of a full scan is ∼1 hour (time needed for the
manipulator to move from one angle setting to another).

For processing of the angle-scanned XPD data from a 2D hemispherical analyser, we used here the
procedure developed by Muntwiller et al. [125] to generate the stereographic diffraction plot from
two-dimensional data. In the following, we present the data processing steps of angle-scans in
the case of STO (001) and Ni-doped STO(001) thin films by using the PEARL procedures [211].

Data reduction and peak integration: In this step, we transform the four-dimensional
distribution I(E,α, θ, φ) into a thee-dimensional distribution I(α, θ, φ) by eliminating the energy
axis (background subtraction and peak integration). This results in a two-dimensional wave
where the first dimension is the sequence of measurements scanning the manipulator angles (θ,φ),
and the second is the emission angle α.

Normalization: the goal of data normalization is to get a data set that only contains intensity
variations due to diffraction features and removing the instrumental fluctuations which are due
to the angular transmission of the analyser. For this, we start with a crop of the detector angle
range to a useful one (usually from -25◦ to +25◦) and then normalize it in order to remove
inhomogeneity of the detector in the α-axis by applying a smoothing factor calculated from a
locally-weighted regression algorithm [212]. The same smothing is applied to normalize the polar
angle axis.

Figure 7.2: (a) Location of high-density cubic crystal axes and planes. (b) Empty stereographic projection showing the
ranges of θ and φ angles covered by the experimental patterns we are going to present. (c) Forward scattering directions in
dependence on the Ti emitter position along φ=0◦ and φ=45◦ of STO (side view).

Plotting: the normalized distribution I(α, θ, φ) is mapped to polar coordinates I(θs, φs) in the
reference frame of the sample and the data are plotted in the stereographic projections. Figure
7.2 (a) shows the positions of the high density crystal planes and axes that correspond to STO.
The range of θ and φ angles we will consider in our data are presented in the stereographic
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projection (Fig. 7.2 (b)). The forward scattering directions (θ scan) for Ti 2p of STO along
φ=0◦ and φ=45◦ are also defined in Fig. 7.2 (c).

7.2 Photoelectron Diffraction Simulations: Multiple Scattering
Method

The algorithms used here to compute the XPD spectroscopy, which form the MsSpec package,
are adopted from Sebilleau et al. [213,214] and are based on the multiple scattering theory, which
describes how a particle (e.g. an electron) interferes through scattering with the surrounding
atoms (see section 3.2.1). This package allows to build a cluster of atoms from the information
of the system and Bravais lattice. Both bulk and surfaces can be generated. Then it generates
the potential that corresponds to the given cluster and compute the T -matrix elements (T is the
transition operator) that are at the centre of the multiple scattering method. We note that this
potential does not result from a self-consistent loop. It is produced from a simple superposition
of atomic potentials to which an exchange-correlation potential is added. In fact, the algorithms
used in the MsSpec package are based on the multiple scattering KKR method, as outlined in
the chapter 3. The main difference in that instead of evaluating the MSC path operator τ in the
reciprocal space, as it is described in sections 3.2 3.3 for ground states and ARPES calculations,
here for the XPD calculations, this quantity is evaluated by real space technique, as it is outlined
in the following paragraph.

In order to compute the scattering path operator, i.e. the main ingredient of the present approach
to describe spectroscopies, we used two different methods: 1- The multiple scattering series
expansion, and 2- the matrix inversion method.
Back to the expression of T (E) (see equation 3.34) that gives an atomic description of the
material through standard multiple scattering theory, one can write,

τnm = Tmδn +
∑
k 6=m

τnkG0Tm, (7.1)

where τ is the scattering path operator, Tm is the atomic transition operator, and G0 is the
Green’s function of unperturbed system.

7.2.1 Multiple scattering series expansion

The first method is based on a perturbation expansion in which the iteration of the τnm equation
is enforced:

τnm = Tmδn + TnG0Tm +
∑
k 6=m

TnG0TkG0Tm + ... (7.2)

The convergence of this method is related to the spectral radius described by the operator G0T

(the convergence is occurred for r<1 [215]). The convergence is also related to the kinetic energies
from the practical point of view. In this case, high kinetic energies are required (>50 eV). As is it
expressed in equation 7.2, this method simulates the contribution of every single path the particle
(in this case the electron) can take to go from atom m to atom n. The extremely high number of
paths leads to a computational blockage, and therefore a maximal number of scattered electrons
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has to be defined: this value is called scattering order. Yet, this requirement is not enough to
reduce the number of terms that need to be computed. In fact, if we consider the pathway
A=a→b→c→d→e that contains four scatterers and the absorber a, then the contribution of
path A to the scattering path operator is written as:

τ eaLeLa(A) =
∑

Lb,Lc,Ld

TleG
de
LeLd

TldG
dc
LdLc

TlcG
cb
LcLb

TlbG
ba
LbLa

Tla , (7.3)

with L = (l,m). This equation. 7.3 is given in a spherical wave representation where the atomic
T-matrices are diagonal and the two-site matrix elements of the propagator are given as a function
of the Gaunt coefficient defined by

G(LjL|Li) =
∫
YLj (r)YL(r)Y ∗Li(r)dr. (7.4)

It is obvious that the Li and Lj are connected together though the Gaunt coefficient, and
therefore the sums in equation. 7.3 are also one into another and cannot be separated. Note
that the number of basis functions used on each atomic site is given by (lmax+1)2 with lmax
assigns the order at which the T-matrix elements are computed. In this case, the contribution
of the single path A to the total scattering path operator necessitates the computation of
(l1max+1)2(l2max+1)2(l3max+1)2 terms, which can be very high for high kinetic energies.

The problem is treated by using the plane wave approximation instead of the spherical waves, as
proposed by Rehr and Albers [216]. The contribution of the single path A to the total scattering
path operator becomes

τ eaLeLa(A) ∝ Tlef(θd)f(θc)f(θb)Tla , (7.5)

where f(θi) is the scattering factor of atom i. Its expression depends on the incoming and
outgoing directions, and also of the phase shift induced by the potential of the atom i. The use of
the plane wave approximation results in the computation of (l1max+1)2+(l2max+1)2+(l3max+1)2

terms instead of (l1max+1)2(l2max+1)2(l3max+1)2 terms. Further details about this method can
be found in Refs. [213–215].

7.2.2 Matrix inversion method

The second method is a full multiple scattering method based on the factorization of the τnm
equation:

τ = (t−1 − g0)−1, (7.6)

where t−1 is the single-scattering t-matrix operator and g0 is the structure constant of the
underlying system.
Here the multiple scattering matrix (t−1− g0) is calculated for all the basis functions of the whole
cluster, then stored into the computer and finally inverted. From the physical interpretation, this
method gives a better description of the system in study, but unfortunately it has some practical
limitations: in the case of large clusters or for high kinetic energies (in other words high number
of basis functions used for each atomic site), it requires a huge memory storage facilities, hence it
is limited to small clusters (of the order of 100 atoms) and low kinetic energy range (<400 eV).

Apart from choosing the physical method to perform multiple scattering (MSC) simulations,
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many other parameters can be introduced in the script such as the polarization of the incident
light, angular acceptance of the detector, path filtering (this parameter is used to filter the
scattering processes by choosing forward scattering and/or backward scattering), temperature,
and atomic vibrations. We note that both methods are based on the MTA in which the potential
is considered as constant with spherical symmetry within the atomic spheres.

Ín addition to the electron diffraction simulations, the MsSpec package also allows to compute
the scattering factor of an element at a given kinetic energy as a function of the polar and
azimuthal angles. It gives information about the scattering paths contributing to the calculation:
for high kinetic energies, most of the scattering takes place along a row of atoms due to the strong
forward peaking of the scattering factor. For low kinetic energies, backward scattering becomes
important and sometimes predominant [217]; therefore both forward and scattering filters must
be taken into account. As we are using the plane wave approximation, these calculations give a
rough estimation about the importance of paths contributions relatively to each other.

7.3 Results

Our results are presented into three main parts as following: First, for reference, we will investigate
the Ti 2p XPD pattern of pure STO(001) films at high kinetic energy range Ekin=1.037 keV,
to testify the accuracy of the experimental data, as well as the MSC simulations when forward
scattering process dominate. For the given kinetic energy, the calculated mean free path is equal
to 17.491 Å−1 equivalent to 4.5 u.c, and the multiple scattering series expansion method is used
to compute the T-matrix elements with lmax=21.

In the second and third parts, XPD measurements from pure STO(100) and STO:Ni0.12(100)
respectively, at low kinetic energy range are performed, where forward and backward scattering
processes are present. We adjust the photon energy of the different emitters (Ti 2p, Sr 3d and Ni
2p) to get a fixed kinetic energy equal to 194±3 eV. For this kinetic energy range, the inelastic
mean free path is equal to 7.784 Å−1 equivalent to 2 u.c. Here we used the spherical waves
multiple scattering-inversion method to compute the T-matrices. For Ti 2p and Ni 2p the lmax
is set to 10, and for Sr 3d it is set to 14.

7.3.1 High kinetic energy

The results of the Ti 2p3/2 XPD scans are shown in Fig. 7.3 (a), together with the corresponding
simulation using MSC theory (Fig. 7.3 (b)). For the MSC simulation, we used a hemispherical
STO cluster of 335 atoms (Sr68Ti76O191) and 7 planes. Each layer is composed of two planes
(TiO2 and SrO) with a=c=3.905 Å for the lattice parameters. As the photoelectron kinetic
energy is high, the scattering amplitude is mostly directed in the forward direction. We fixed the
scattering order to 6 to reduce the total number of paths at each scattering site and filter the
forward scattering directions. The absorber (emitter) is positioned at the centre of each plane
and the final diffraction intensities are given as the summation of all resulting amplitudes at each
plane of the emitter.
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Figure 7.3: (a) Reconstruction of the XPD patterns (Ti 2p3/2, hν=1500 eV) from STO(001) thin films (b) Multiple scattering
(MSC) calculation of the Ti 2p XPD pattern and the atom cluster of the STO(001) surface with TiO2 termination used for
the MSC simulation, respectively. (d) Scattering factors of Ti and O at Ekin=1037 eV.

The MSC simulation (Fig. 7.3 (b)), shows the result for a perfectly TiO2 terminated surface of
STO. The main diffraction features are labelled #1→#7 and their analogues are tagged in the
measured pattern for the comparison. The origin of feature #3 is not completely understood
and will not be discussed further, as well as feature #5 because it is located at large θ angle
of 70◦. For φ=0◦, features #1, #2 and #4 represent the scattering of Ti atom (emitter) with
another Ti atom (scatterer) as it is shown in Fig. 7.2 (c). The experimental data shows that
these features are less pronounced compared to MSC simulation, meaning that the surface has
different termination than the expected TiO2. Two possible pictures can explain this observation.
In the first one, we assume that Ti vacancies are formed at the surface over film deposition, or
due to the beam irradiation for long time during the measurements. The second one describes
the surface as it is TiO2 terminated, with the presence of SrO island partially covering the
surface. In both cases, the interference of the resulting wavelengths is mitigated by the scattering
processes of the emitter atom with the oxygen atoms located at the surface as they have a weak
forward scattering factor compared to Ti (see Fig. 7.3 (d))

For φ=45◦, features #6 and #7 result from the scattering of the emitter Ti with the scatterer Sr.
Feature #6 shows a good agreement between the experimental data and MSC simulation, while
feature #7 is more pronounced in the experiments. This means that at the top most layers, the
Ti emitter is scattering with another Sr atom resulting in a strong interference. In the case of
TiO2 termination, the Ti emitter at the surface will not scatter and will reduce the outgoing
signal as shown in the MSC calculation for a perfect TiO2 surface termination.
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Figure 7.4: (a) Reconstruction of the XPD patterns (Ti 2p3/2, hν=657 eV) from STO thin films. (b) The atom cluster of
the STO(001) surface with TiO2 termination used for the MSC simulation. Comparison of the experimental data with the
MSC anisotropies as a function of the polar angle θ at azimuthal angle φ=0◦ and 45◦ of the STO cluster (c) without oxygen
vacancies, and (d) with oxygen vacancies at the surface. The arrows show the different analogue features (with same colour)
observed in experiments and simulations.

7.3.2 Low kinetic energy

In this section, all measurements are performed at low kinetic energy of 194±3 eV where
more multiple scattering processes are occurred. First we present the XPD patterns and MSC
simulations of Ti 2p and Sr 3d from STO(100). And then, we show the results from the
STO:Ni0.12(100) films and compare them to the pristine films.

STO(100)

In Fig. 7.4 (a), the XPD patterns of the Ti 2p3/2 is depicted. High anisotropic features with
four-fold symmetry are clearly reflected. The diffraction pattern shows the main maxima at θ=0◦,
and 35◦ to 45◦ along the next-nearest-neighbour directions [100], and [010]. It also shows features
at θ=0◦, 20◦ and a pronounced spot at θ=55◦ along the next-nearest-neighbour directions [110]
and [110].

To image how the experimental data can be interpreted, a series of MSC simulations ( only polar
scans for φ=0◦ and 45◦) together with the corresponding atomic cluster are presented in Fig. 7.4
(b-d). The hemispherical STO cluster used to perform the simulations contains 94 atoms with 5
planes (TiO2 termination).
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Figure 7.5: (a) Reconstruction of the XPD patterns (Sr 3d5/2, hν=335 eV) of STO thin films. (b) The atom cluster of the
STO(001) surface with TiO2 termination used for the MSC simulation. (c) Comparison of the experimental data with the
MSC anisotropies in function of the polar angle θ at φ=0◦ and 45◦.

A comparison of the experimental data with the MSC calculations in the [100] direction (φ=0◦,
black dashed line in Fig. 7.4 (a)) and the [110] direction φ=45◦, white dashed line in Fig. 7.4
(a) is presented in Fig. 7.4 (c) and (d) for a perfect TiO2 surface termination without oxygen
vacancies, and for a surface with low density of oxygen vacancies where one vacancy is set in the
oxygen octahedral centred by the emitter Ti, respectively. The resulting MSC diffraction peaks
originating from each plane where the absorber is located are also plotted separately. Note that
the oxygen vacancies are replaced by empty spheres to get a better estimation of the muffin-tin
potential.

The best agreement between simulation (total) and experiment is obtained with a TiO2 surface
termination with oxygen vacancies (see features marked by the coloured arrows). Moreover, the
enhancement of the simulated signal is due to the diffraction peaks arising from the surface
(plane 1). In the previous paragraph, for measurements at high kinetic energy, we assumed that
the surface is TiO2 terminated by SrO islands. As already mentioned in the theory part, for
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electrons from a given core level with high kinetic energies, there are nearly no contribution to the
pattern from electrons backscattered from surrounding atoms. Here at low kinetic energies, due
to much higher probability for backscattering, more information about the surrounding atoms to
the emitter can potentially be extracted. Our present data confirm the TiO2 termination of the
films with oxygen vacancies. An alternative explanation of the results at high kinetic energy can
be the rumpled structure at the surface in which the Ti atoms are moved deeper to the bulk
compared to oxygen atoms due to surface relaxation [218], which therefore affect the interference
process.

The XPD pattern of Sr 3d5/2 is displayed tin Fig. 7.5 (a). The diffraction pattern exhibits strong
prominent spots at θ=0◦, and 30◦ to 45◦ along the [100] and [010] directions, also a broaden
maxima around θ=0◦, 29◦, 40◦ and 56◦ along the [110] and [110] directions.
To simulate the Sr 3d5/2 diffraction peaks, we used a cluster with TiO2 surface termination,
without oxygen vacancies (see Fig. 7.5 (b)). The use of a surface with oxygen vacancies did
not seriously affect the results. The comparison between experiment and MSC simulation at
φ=0◦ and 45◦ is displayed in Fig. 7.5 (c). At φ=0◦, the experimental and simulated data show a
good agreement. At φ=45◦, the diffraction features at phi=0◦, 29◦ and 56◦ match with MSC
simulation. Yet, the pronounced diffraction peak at θ=40◦ (from experiment) is faced with a
minima in the MSC simulation. This is mainly caused by the the perfect coherence of the MSC
data. Moreover, at the surface layer, all Ti and Sr atoms are pushed into the bulk compared to
ideal flat surface as we mentioned and lead to surface rumpling that affect the interference.

STO:Ni0.12(100)

Now we tested the reproducibility of the experimental data with MSC simulations, our main goal
here is to define the structural position of Ni impurities in the doped STO films if they substitute
Ti atoms, Sr atoms and/or occupy interstitial sites. But at first, we start with comparing the
XPD patterns of Ti 2p from pristine and STO:Ni0.12 films.

For the MSC calculations in this section, the hemispherical cluster we used is made of 207 atoms
(Sr28Ti46Ni6O114X12 with X for empty sphere) and 5 planes with TiO2 surface termination. Ni
atoms here substitute the Ti sites and two empty spheres are located in each Ni related oxygen
octahedral (see Fig. 7.6 (b)). The Ti 2p3/2 diffraction pattern from STO:Ni0.12 films is displayed
in Fig. 7.6 (a). At the first sight, the anisotropy of the diffraction features looks similar to the
one for pure STO. In Fig. 7.6 (c), the polar intensity distribution of the results for pure STO and
STO:Ni0.12 samples for φ=0◦ and 45◦ are plotted. The comparison shows that , the maxima at
(θ,φ)=(38◦,0◦) in STO is shifted by +3◦ to (41◦,0◦) in STO:Ni0.12. Also at φ=45◦, all peaks from
the doped sample are shifted by +5◦ compared to the undoped one. This implies a modification
of the lattice parameter, and more specifically a compression in the growth direction (z-axis
normal to the surface plane) . The polar shifts we observed are equivalent to a ratio of c/a
equal to 0.96 obtained from MSC calculations. We believe that this modification is related to
Ni-doping. This hypothesis match our conclusion in the previous chapter about the distortion of
the oxygen octahedron due to Ni impurities (see section 6.2.2). Also, Ni atoms might not be
totally substituting in the lattice and taking other interstitial positions, which leads to more
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Figure 7.6: (a) Reconstruction of the XPD patterns (Ti 2p3/2, hν=657 eV) from STO:Ni0.12 thin films. (b) The atom cluster
of the Ni-doped STO(001) surface with TiO2 termination used for the MSC simulation. (c) Comparison of the experimental
data of pristine and STO:Ni0.12 films on one side, and the experimental data of STO:Ni0.12 with the corresponding MSC
anisotropies on the other side, in function of the polar angle θ at φ=0◦ and 45◦.

lattice strain and therefore affect the interference of the different scattered waves.
The comparison of the experimental data from STO:Ni0.12 films with the MSC simulations
depicted in Fig. 7.6 (c) shows a good agreement . Yet, the maxima observed from experiments
at θ=0◦ is not present in the results from MSC simulations. If we look at the peaks originating
from the different planes in the MSC calculation, the find that this peak results from diffraction
of the emitter located in plane 5, and it vanishes with the waves coming from the planes 3 and
1. Meaning that at the surface of our films, the arrangement of the atoms is slightly modified
with different lattice relaxation order. This assumption also support our previous interpretation
about the lattice distortion of the oxygen octahedra due to Ni doping.

We will discuss now the Ni 2p3/2 diffraction pattern in Fig. 7.7 (a). The data show a clear
4-fold symmetry attesting the long range ordering of Ni atoms in the hosting lattice. Three main
features are observed in the stereographic projection (see the red dashed contours in the pattern):
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Figure 7.7: (a) Reconstruction of the XPD patterns (Ni 2p3/2, hν=1053 eV) from STO:Ni0.12 thin films. The diffraction
maxima are highlighted by red dashed contpurs (guide to the eye). (b) The atom cluster of the Ni-doped STO(001) surface
with TiO2 termination used for the MSC simulation. (c) Comparison of the experimental data with the MSC anisotropies
in function of the polar angle θ at φ=0◦ and 45◦. (d) Scattering factor of Ni 2p at Ekin=194 eV showing the forward and
backward scattering contributions.

The first one is a weak cross spot located at the centre along the [110] and [110] directions. The
second feature is a broad pronounced maxima centred at θ=45◦ along the next-nearest-neighbour
directions [100] and [010]. The last remarkable feature is having a broad V-shape. It is centred
along the [110] and [110] directions and located at θ=45◦ to 65◦.

The comparison with MSC simulation gives rise to globally similar features for φ=0◦ and 45◦

(Fig. 7.7 (c)), attesting the substitution of Ni atoms at Ti sites. The broadening and shift of
the diffraction peaks from experiments indicates a modification in the lattice parameter and
therefore a distortion of the oxygen octahedral. Note that, at low kinetic energy, the scattering
factor of Ni shows an important contribution of the backscattering process (see Fig. 7.7 (d)),
resulting in a high sensitivity of the photoelectron diffraction peaks to the surrounding atoms.
The interpretation of XPD patterns at low kinetic energies is much less straightforward than in
the case of high kinetic energies. The higher complexity of the scattering processes produced
demands a more elaborate theoretical treatment starting from the potential of the system in study.
The muffin-tin approximation seems to be less accurate for slow electrons, and the surrounding
potential in which the photoelectrons are moving is more difficult to compute compared to the
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high kinetic energy case.

7.4 Conclusion

In summary, the XPD patterns of Ti 2p3/2 and Sr 3d5/2 photoelectron signals in pure STO
confirmed the (1×1) surface reconstruction (4-fold symmetry) with TiO2 termination and low
density of oxygen vacancies.
In case of Ni doped STO films, the data showed a shift of the diffraction peaks of 3◦ in the [100]
direction and 5◦ in the [110] direction, indicating a modification of the lattice parameters with a
ration of 0.96. We assume that these shifts are mostly due to lattice strain caused by the doping.
The Ni 2p diffraction pattern confirms the long range ordering of the Ni impurities in the lattice
of STO. It shows as well a 4-fold symmetry demonstrating that the Ni atoms substitute Ti sites.

The Mspec package used to perform XPD simulations by means of multiple scattering theory
is a good tool that provides a quantitative description of the local atomic structure and gives
information about the atomic surrounding of an emitter. The findings of this work are particularly
encouraging in view of the using availability of theoretical tools to get a better understanding of
the fundamental phenomena observed in experiments.
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Chapter8
Summary

The strongly correlated STO system is as valuable material for photovoltaic applications due to
the possibility of broadening its light absorption range through chemical doping by TM elements
at the Ti-site. In addition to the optical properties, the electronic structure of such system highly
depends on the doping element, growth method, dopant content and surface treatment. Various
physical characteristics, as for example the formation of the 2DEG at the surface of STO, adding
the correlation effects of the Ti 3d and the impurity 3d states meet at the same time with an
extensive interest in the progress of solid state physics in this field.

The electronic and structural properties of STO doped with several TM elements (Ni, Fe
and Cr) has been investigated. All the samples were synthesized as thin films of few nm
thickness. The focus is localized on a variety of photoelectron spectroscopy techniques that are
primarily efficacious to describe the complicated many body physics. In addition to experimental
investigations, first-principle calculations within the KKR-GF framework were also performed to
get a better understanding of the different observed fundamental processes.

In the first part of the thesis, Ni-doping effects on STO thin films, grown by magnetron sputtering
at RT, were investigated. Using XRD, it was shown that all the as-deposited films have an
amorphous-like structure, assigning a lack of long-range order. The crystallinity of the films is
induced by annealing them at 500◦C, and the mean crystallite size was found to be increasing
with temperature from 22.52 nm at 500◦C to 28.21 nm at 900◦C. Interestingly, the XRD data
also showed that for Ni-doped STO films, the crystallite size was increasing and the films micro-
structure was improving, compared to the non-doped films. Magnetron sputtering method can
be useful for industrial sectors: It is inexpensive, relatively fast compared to other film growth
methods and does not require complex environment such as high temperature for growth and
ultra high vacuum.

To get a better understanding of the modification of the electronic properties due to the doping,
high quality of crystalline samples grown by PLD were investigated by means of XPS, ARPES
and resPES. We studied pure STO, STO:Ni0.06, STO:Ni0.12, STO:Fe0.05 and STO:Cr0.05 thin
films deposited on STO:Nb0.05(100) substrates with TiO2 surface termination.
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We showed that for Ni-doped STO films, the main line of the Ni 2p3/2 XPS spectrum contains
two peaks separated by 1.9 eV. The main Ni 2p peak corresponds to a II oxidation state of Ni,
the other peak, located at lower binding energy side from the main line, results from a non-local
screening process by an electron that does not come from the oxygen orbitals around the Ni
atom with the core hole, but from a neighbouring NiO6 unit. It also includes the contribution
of some surface states, which are resulting from pyramidally coordinated Ni atoms located at
the surface and that overlap with the non-local screening structure. For Fe-doped STO films,
the Fe 2p3/2 XPS spectrum reveals the presence of Fe3+ ions incorporated in the lattice with
an octahedral environment. For Cr-doped STO films, the shape of the Cr 2p3/2 XPS spectrum
demonstrates the presence of Cr3+ ions. All in all, the analysis of core level spectra allows to
assess the oxidation state of the impurity atoms in the hosting system, and their location in the
octahedral environment.

From first principle calculations for ground states (TDOS, PDOS and BSF), and from the
resonance photoemission measurements with photon energies around the 3d TM L-edge, we could
define the distribution of the 3d impurity energy levels in the valence band and the band gap of
STO. The data showed the formation of the localized defect bands in the band gap at the VBM,
which can lead to the improvement of the visible light absorption.

For Ni-doped STO films, the Ni-resonant ARPES measurements revealed the strong correlated
nature of Ni 3d electrons in STO, where multiplet and satellite structures have an important
contribution at the Ni L-edge resonance. These structures are mainly resulting from the strong
Coulomb interaction, exchange interaction and crystal field effects. The resonating features
resulting from the Ni 3dmain line and the multiplet structure follow a constant binding energy with
the increase of photon energy. Meaning that during the auto-ionization process, the photoelectrons
related to these structures are coherently overlapping with the direct photoemission process. The
feature resulting from the satellite state and located at 6 eV higher binding energy from the Ni
L3, keeps at a constant binding energy for photon energies around the Ni absorption threshold
(853 eV) and then starts to follow a constant kinetic energy line for photon energies away from
threshold. This phenomenon is occurred due to the loss of the coherence in the intermediate
state, and so the final states of the Auger channel and the direct photoemission channel differ,
resulting in an incoherent Auger decay. Another feature located at 1.1 eV in the gap was detected
at the Ni-resonance. These states correspond to localized charge carriers trapped in the d-orbitals
of Ni ions surrounded by oxygen vacancies, attesting the hybridized nature of the Ni 3d and O
2p bands in STO.

The resonance behaviour at photon energies around the Fe L3 absorption edge, showed the
enhancement of different features located both in the band gap at binding energies around 2.5 eV,
and in the VB. These peaks are related respectively to the main Fe 3d states and the Fe related
multiplet structure. Another strong background was observed at around 8 eV is originating from
the resonance of satellite structure and lead to the emission of an incoherent Auger signal. In
case of STO:Cr films, at the Cr (2p→ 3d) resonance, one feature positioned in the gap at EB=2
eV is attributed to the Cr 3d bands formed at this binding energy level.
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Our DFT (LDA) calculations for the ground states showed only the main 3d states of the
TM-impurities. The other features related to the multiplet and satellite structures were not
observed, as they result from the many-body correlation processes, which are not correctly
estimated in LDA.

The band dispersions (ARPES) of STO and 3d TM doped STO(100) thin films in a wide
binding energy range were presented. From our experimental data, we observed that for the
doped films, the bands are shifted toward Fermi level, and the localized 3d impurity bands were
detected at 2.5 eV in the band gap of STO. The one-step model calculations (LDA) were in a
good agreement with the experimental findings when it concerns the dispersion of the bands.
However, the position of Fermi level and the bands width did not match. This is due to the
approximation we used to perform our calculations, that does not include all correlation effects
and does underestimate the Coulomb potential.

The formation of the 2DEG at the surface of STO films doped with Ni was investigated and
compared to the findings on pure STO(100) films. Our results showed that the 2DEG states
disperse within 1 u.c or 1.5 u.c at the surface. The Γ-point was found at 0.12 Ȧ−1 for STO:Ni0.06

and at approximately 0.02 Ȧ−1 for STO:Ni0.12 compared to 0.18 Ȧ−1 for STO in literature. The
2D dxy bands were clearly visible at Fermi level at photon energies around the Ti L-edge. Yet,
exclusively at photon energies corresponding to the Ti L eg-edge, the 3D dxz/yz were also observed
at few meV from Fermi level, and found to be moving slightly to lower binding energy with
Ni-doping content. These findings indicate a modification in the octahedral deformation under
lattice strength due to the doping, that leads to different energy splitting of the d-suborbitals.

In the last chapter of this thesis, the local structural properties of the pristine and Ni doped
STO(100) films were presented by means of XPD supported with multiple scattering simulations
for spectroscopic applications (here photoelectron diffraction). The XPD patterns of all elements
in the films confirmed the 4-fold symmetry of the structure with TiO2 termination and low
density of oxygen vacancies at the surface. For Ni-doped films, the data showed a shift of the
diffraction peaks which corresponds to a modification of the lattice parameters with a ratio of
c/a=0.96, due to the doping with Ni. The Ni 2p diffraction pattern showed a 4-fold symmetry in
which Ni atoms substitute Ti sites in a long range ordering.
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Perspective

Back to the last part of chapter 2.1, we presented the ARPES data performed on Ni-doped STO
films at hν=124 eV and RT. We observed a 1D dispersion in the vicinity of Fermi level, and we
proposed that these states might be related to Ni impurity atoms differently localized at the
surface of the film, due to the light irradiation. A detailed study of this feature is required in
order to define their origin.
Our first principle calculations showed that Fe doped STO is a magnetic system with high
magnetic order, unlike Ni-doped STO which is a paramagnetic system. Therefore, spin resolved
ARPES measurements might lead to more interesting characteristics of this system that can be
manipulated. Also, combining barium-doping at the Sr-site with the TM-doping at Ti-site in
STO, adds ferroelectricity and other surface properties different from the bulk to the system.
The theoretical findings showed the failure of the LDA to describe the electron-electron correlations
and other many-body effects in these compounds. The combination of LDA and DMFT here is
required in order to correctly picture the properties of the system.

The transition metal oxides doped with transition metal elements, showed that they can be very
interesting compounds, due to the interplay of their lattice, surface, charge, spin and orbital
degree of freedom. The interaction of these properties give rise to new mechanisms and new
observations that need to be explored. The capacity and phase space to investigate in oxides
perovskites are limitless, and only a small part was examined in this thesis, giving a perspective
on the scopes that are still undiscovered.
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