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Chapter 1

General introduction

The field of integrated circuits follows the trend of the constant miniaturization of its
elements. Modern electronic devices are usually assembled from complex thin-film het-
erostructures. The use of new organic/inorganic materials, in the interest of expressing
their novel properties, combined with reduced dimensionality, underscores the need to
understand how a device electrically responds at the single-atom level. In this thesis
manuscript, we present the results of our investigation of these nanotrasnport paths in
next-generation and common-place spintronic devices. In Part I, we emphasize the role of
oxygen vacancies in commonly used magnesium-oxide-based spintronics. Additionally,
we discuss how to optically address these localized-states to alter and tune the spintronic
properties of devices containing them. In Part II we present a novel manner to generate
useful electrical power with spintronic devices by employing its magnetic energy and har-
vesting thermal fluctuations on paramagnetic centers. In the last Part III of this manuscript,
we discuss an alternative (or parallel) branch of spintronics, namely organic spintronics.
We present our novel work on bias-tunable magnetoresistance effects arising in molecular
devices as a direct consequence of the formation of molecular magnetism and its electronic
properties.

Traduction en Français:

Introduction Générale

Le domaine des circuits intégrés suit la tendance de la miniaturisation constante de
ses éléments. Les appareils électroniques modernes sont généralement assemblés à partir
d’hétérostructures complexes à couches minces. L’utilisation de nouveaux matériaux or-
ganiques / inorganiques, dans l’intérêt d’exprimer leurs nouvelles propriétés, combinée à
une dimensionnalité réduite, souligne la nécessité de comprendre comment un appareil
répond électriquement au niveau d’un seul atome. Dans ce manuscrit de thèse, nous
présentons les résultats de notre enquête sur ces chemins de nanotrasnport dans des dis-
positifs spintroniques de nouvelle génération et communs. Dans la partie Part I, nous
soulignons le rôle des lacunes d’oxygène dans la spintronique à base d’oxyde de magné-
sium couramment utilisée. De plus, nous discutons de la manière d’aborder optiquement
ces états localisés pour modifier et régler les propriétés spintroniques des dispositifs les
contenant. Dans la partie Part II, nous présentons une nouvelle manière de générer de
l’énergie électrique utile avec des dispositifs spintroniques en utilisant son énergie magné-
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Chapter 1 General introduction

tique et en récoltant les fluctuations thermiques sur les centres paramagnétiques. Dans la
dernière partie Part III de ce manuscrit, nous discutons d’une branche alternative (ou paral-
lèle) de la spintronique, à savoir la spintronique organique. Nous présentons nos nouveaux
travaux sur les effets de magnétorésistance accordables en polarisation apparaissant dans
les dispositifs moléculaires comme conséquence directe de la formation du magnétisme
moléculaire et de ses propriétés électroniques.
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Chapter 2

Introduction to tunneling spintronics

At the beginning of the 20th century science experienced its own renaissance period
carried by the development of the quantum mechanical theory. This fundamentally novel
approach postulates that nature at a very small scale is described by discrete quantities,
hence, it is quantized. One of the most stunning effects of quantum mechanics is the
probabilistic treatment of elementary particles, known under the uncertainty principle of
Heisenberg. It dictates that the position and the momentum of an elementary particle can’t
be exactly known simultaneously therefore it should be treated in a probabilistic manner. A
direct consequence of this effect is quantum tunneling. When a particle with given energy
encounters a higher energy barrier it has a non-zero probability to cross the barrier. Quan-
tum tunneling takes place in numerous natural phenomena and is utilized in many different
technical solutions. Examples include the solar energy produced by the sun-generated by
fusion [1] or the memory elements in our computers based on Flash technology [2]. This is
why we believe that refining the current understanding of quantum tunneling in consumer
electronic devices has a high impact factor on the technological advancement of our soci-
ety. We perform our studies on a common-place system named magnetic tunnel junctions
(MTJs). They consist of two ferromagnetic electrodes separated by a nanometers thick
insulating layer. In MTJs, charge carriers tunnel from one electrode to another through
the thin insulating layer. The tunneling rates of the incident charge carriers can depend
on their quantum angular momentum3, namely their spins or (and) on their Bloch wave-
function in periodic systems. Ferromagnetic materials (FM) are defined by an asymmetric
spin population close to the Fermi level, hence the tunneling process between the two
such FM electrodes will be spin asymmetric i.e. spin-polarized [3]. In consequence, alter-
ing the magnetic configuration of the MTJ’s FM electrodes by an external magnetic field
results in its resistance change and gives rise to the tunneling magnetoresistance (TMR)
effect. The field investigating spin-polarized transport in solid-state devices is also known
as Spintronics. The first documented demonstration of the TMR effect in a ferromagnet-
insulator-ferromagnet trilayer goes back to 1975 when Julliere demonstrated a pioneering
14% TMR signal at a low 4.2K temperature and in an Iron-Germanium-Cobalt junction [4]
and associated it to spin-polarized tunneling. The interpretation of spin-polarized tunnel-
ing by means of the spin channels model was provided a decade later independently by
Baibich et al. [5] and by Binash et al. [6]. The next big leap was the demonstration of the
room-temperature TMR effect back in 1995 [7]. The current most well-known applica-
tion of MTJs and the TMR effect is found in magnetic random-access memory (MRAM)

9
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data storage technology [8], where the magnetic and thus resistance state of an MTJ is
utilized to store information in a binary numeral system. The tunneling transport taking
place through the MTJs spacer can alter the magnetic configuration of the device through
the so-called spin-transfer torque (STT) effect [9] in which the incident spin-polarized tun-
neling electrons exert a torque on the magnetization of the collecting electrode, such that
at high enough current densities, it is possible to switch the magnetic configuration of the
MTJ device. High TMR ratios (> 150%) are required for commercial storage applica-
tions since they define their information write/erase margins. However, real-life devices
are continuously showing smaller than the theoretically predicted TMR signals. The most
common candidate of the MTJs insulating spacer community is magnesium-oxide (MgO),
due to a synergistic combination of electronic structure with that of ferromagnetic elec-
trodes as we will see hereafter. Unavoidably, defects, and impurities appear in the MgO
structure during the MTJ growth/processing steps. These point-defects generate discrete
energy levels within the barrier gap of the MgO, which lower the barrier height felt by the
incident charge carriers. One of the main aspirations for this research project was to pur-
sue and refine the previous group’s works [10–14] on the effect of oxygen vacancies within
the MgO barrier on the magnetoresistance response of spintronic devices. In this respect,
we’ve investigated the energy profile of the dielectric’s potential step with a spectroscop-
ical technique labeled Î or Irel [10, 15]. It probes the magnetotransport response of an
MTJ under bias and temperature so as to reveal the transport feature. In combination with
the ab-initio theory, this technique provides helpful insight into the potential landscape of
the MgO dielectric material embedded within an MTJ device. Applying this approach to
commonplace MgO-based sputtered MTJs, we have demonstrated that oxygen vacancies
form localized states within the band-gap of the MgO spacer and are involved in tunneling
transport. These states are confined in energy and generate low-energy barrier heights that
are experimentally discernable in the magnetotransport response. The first section of this
part briefly introduces the magnetoresistance effect from a general standpoint in epitax-
ial and further in sputtered commonplace MTJs. The second section briefly depicts the
technical aspects of this study such as the lithography process and basic samples charac-
terization metrics. The third section is devoted at first to the experimental and theoretical
efforts performed to investigate and attribute thermally activated magnetotransport features
to low barrier heights within the band-gap of MgO and consequently to single and double
oxygen vacancies. This work emphasizes that defect states inevitably affect the potential
landscape of the dielectric spacer of MTJ devices especially affects their low bias-voltage
room-temperature operation. Secondly, the portrayed electronic footprint of defect states
can be judiciously utilized in their optical addressing to alter the spintronic properties of
MTJs featuring such entities. This demonstration relies on the successful separation of the
trial thermal effects of probing MTJs with photons from the optically activated electronic
effects that are generated by the addressing of specific oxygen-vacancies species.
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Traduction en Français:

Introduction à la spintronique à effet tunnel

Au début du 20e siècle, la science a connu sa propre période de renaissance portée par
le développement de la théorie de la mécanique quantique. Cette approche fondamen-
talement nouvelle postule que la nature à très petite échelle est décrite par des quantités
discrètes, par conséquent, elle est quantifiée. L’un des effets les plus étonnants de la mé-
canique quantique est le traitement probabiliste des particules élémentaires, connu sous
le principe d’incertitude de Heisenberg. Il dicte que la position et la quantité de mouve-
ment d’une particule élémentaire ne peuvent pas être exactement connues simultanément
et doivent donc être traitées de manière probabiliste. Une conséquence directe de cet ef-
fet est le tunnel quantique. Lorsqu’une particule avec une énergie donnée rencontre une
barrière d’énergie plus élevée, elle a une probabilité non nulle de traverser la barrière. Le
tunneling quantique se produit dans de nombreux phénomènes naturels et est utilisé dans
de nombreuses solutions techniques différentes. Les exemples incluent l’énergie solaire
produite par le soleil générée par fusion [1] ou les éléments de mémoire dans nos ordina-
teurs basés sur la technologie Flash [2]. C’est pourquoi nous pensons que le raffinement
de la compréhension actuelle du tunnel quantique dans les appareils électroniques grand
public a un impact important sur l’avancement technologique de notre société. Nous réal-
isons nos études sur un système commun nommé jonctions tunnel magnétiques (MTJ).
Ils sont constitués de deux électrodes ferromagnétiques séparées par une couche isolante
d’une épaisseur de nanomètres. Dans les MTJ, les porteurs de charge passent d’une élec-
trode à une autre à travers la mince couche isolante. Les taux de tunnel des porteurs de
charge incidents peuvent dépendre de leur moment angulaire quantique3, à savoir leurs
spins ou (et) de leur fonction d’onde de Bloch dans les systèmes périodiques. Les matéri-
aux ferromagnétiques (FM) sont définis par une population de spin asymétrique proche
du niveau de Fermi, d’où le processus de tunneling entre ces deux électrodes FM sera
asymétrique en spin, c’est-à-dire polarisé en spin [3]. En conséquence, la modification de
la configuration magnétique des électrodes FM du MTJ par un champ magnétique externe
entraîne un changement de résistance et donne lieu à l’effet de magnétorésistance tunnel
(TMR). Le domaine qui étudie le transport polarisé en spin dans les dispositifs à semi-
conducteurs est également connu sous le nom de spintronique. La première démonstration
documentée de l’effet TMR dans un trilayer ferromagnet-isolant-ferromagnet remonte à
1975, lorsque Julliere a démontré un signal TMR pionnier à 14% à une température basse
de 4,2K et dans une jonction fer-germanium-cobalt [4] et associé à effet tunnel polarisé en
spin. L’interprétation de l’effet tunnel polarisé en spin au moyen du modèle des canaux de
spin a été fournie une décennie plus tard de manière indépendante par Baibich et al. [5]
et par Binash et al. [6]. Le prochain grand saut a été la démonstration de l’effet TMR à
température ambiante en 1995 [7]. L’application actuelle la plus connue des MTJ et de
l’effet TMR se trouve dans la technologie de stockage de données à mémoire vive magné-
tique (MRAM) [8], où l’état magnétique et donc de résistance d’un MTJ est utilisé pour
stocker des informations dans un système numérique binaire. Le transport tunnel qui a
lieu à travers l’entretoise MTJs peut modifier la configuration magnétique du dispositif
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par l’effet dit de couple de transfert de spin (STT) [9] dans lequel les électrons tunnels in-
cident polarisés en spin exercent un couple sur la magnétisation de l’électrode collectrice,
de sorte qu’à des densités de courant suffisamment élevées, il est possible de commuter
la configuration magnétique du dispositif MTJ. Des taux de TMR élevés (> 150% ) sont
nécessaires pour les applications de stockage commerciales car ils définissent leurs marges
d’écriture / d’effacement des informations. Cependant, les appareils réels affichent en per-
manence des signaux plus petits que les signaux TMR théoriquement prévus. Le candidat
le plus courant de la communauté des espaceurs isolants MTJ est l’oxyde de magnésium
(MgO), en raison d’une combinaison synergique de la structure électronique avec celle de
l’électro-ferromagnétique. trodes comme nous le verrons plus loin. Inévitablement, des
défauts et des impuretés apparaissent dans la structure MgO au cours des étapes de crois-
sance / traitement MTJ. Ces défauts ponctuels génèrent des niveaux d’énergie discrets dans
l’espace de barrière du MgO, qui abaissent la hauteur de barrière ressentie par les porteurs
de charge incidents. L’une des principales aspirations de ce projet de recherche était de
poursuivre et d’affiner les travaux du groupe précédent [10–14] sur l’effet des lacunes
d’oxygène au sein de la barrière MgO sur la réponse magnétorésistante des dispositifs
spintroniques. À cet égard, nous avons étudié le profil énergétique du pas de potentiel du
diélectrique avec une technique spectroscopique appelée I^ ou Irel [10, 15]. Il sonde la
réponse de magnétotransport d’un MTJ sous polarisation et température afin de révéler
la caractéristique de transport. En combinaison avec la théorie ab-initio, cette technique
fournit un aperçu utile du paysage potentiel du matériau diélectrique MgO intégré dans un
dispositif MTJ. En appliquant cette approche aux MTJ pulvérisés à base de MgO, nous
avons démontré que les lacunes d’oxygène forment des états localisés dans la bande in-
terdite de l’espaceur MgO et sont impliquées dans le transport par tunnel. Ces états sont
confinés dans l’énergie et génèrent des hauteurs de barrière à basse énergie qui sont ex-
périmentalement discernables dans la réponse du magnétotransport. La première section
de cette partie présente brièvement l’effet de magnétorésistance d’un point de vue général
dans les MTJ épitaxiales et plus loin dans les MTJ banales pulvérisées. La deuxième
section décrit brièvement les aspects techniques de cette étude tels que le processus de
lithographie et les métriques de base de caractérisation des échantillons. La troisième sec-
tion est consacrée dans un premier temps aux efforts expérimentaux et théoriques réalisés
pour étudier et attribuer des caractéristiques de magnétotransport thermiquement activées
à de faibles hauteurs de barrière dans la bande interdite du MgO et par conséquent à des
lacunes d’oxygène simples et doubles. Ce travail souligne que les états de défaut affectent
inévitablement le paysage potentiel de l’entretoise diélectrique des dispositifs MTJ affecte
en particulier leur fonctionnement à basse tension de polarisation à température ambiante.
Deuxièmement, l’empreinte électronique représentée des états de défaut peut être utilisée
judicieusement dans leur adressage optique pour modifier les propriétés spintroniques des
MTJ comportant de telles entités. Cette démonstration s’appuie sur la séparation réussie
des effets thermiques d’essai du sondage desMTJ avec des photons des effets électroniques
activés optiquement qui sont générés par l’adressage d’espèces de lacunes d’oxygène spé-
cifiques.
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Chapter 3

Theoretical and Experimental

Background

The field of spintronics describes the flow of the charge carriers with respect to their in-
trinsic magnetic moment generated by their angular momentum, namely their spin. Com-
monly studied spintronic devices are composed of an insulating material surrounded by
both sides by ferromagnetic material. This heterostructure is also called magnetic tunnel
junctions (MTJs). The spin imbalance at the ferromagnetic electrodes in combination with
quantum tunneling gives rise to spin-dependent tunneling processes. The main objective
of this section is at first to briefly introduce the reader to the so-called magnetoresistance
(TMR) effect in a rather classical approach, and afterward to describe the origins of the
TMR effect in most commonplace MgO-based MTJs in terms of quantum mechanical
symmetries filtering.

3.1 Tunneling principles

The wavefunction of an isolated quantum system is a mathematical function describing
all of its quantum degrees of freedom. In the quantum mechanical framework, when a
wave-function of a given energy E encounters a higher energy barrier Φ (E < Φ), a frac-
tion is reflected whereas the other fraction is transmitted to the other side of the barrier.
These reflection and transmission coefficients can be evaluated by solving the Schrodinger
equation with the continuity conditions at the interface. The transmission probability is
proportional to P ≈ e–kd, where k is the decay rate in the barrier and d its thickness. When
the energy barrier is thin, the wavefunction after tunneling may remain of non-zero ampli-
tude (see Figure 3.1): the particle described by the wavefunction has effectively tunneled
through the barrier.

This elementary description of quantum tunneling depicts in a first approach how charge
carriers’ tunnel through the insulating barrier is embedded in magnetic tunnel junctions.
Yet, since the electrodes on both sides of the insulating spacer are ferromagnetic the spin
population of charge carriers is imbalanced on both sides of the potential step generated
by the barrier, this results in spin-dependent tunneling in MTJs.
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Chapter 3 Theoretical and Experimental Background

Figure 3.1: Quantum tunneling effect: A wavefunction encounters a higher energy bar-
rier Φ of thickness d and tunnels to the other side. The amplitude of the tun-
neling wavefunction undergoes an exponential reduction during the tunneling
process. Figure taken from ref [16].

3.1.1 Spin-dependent tunneling

Historically in the early ’60s, Simmons et al. [17] derived the theory of tunneling cur-
rent through asymmetrical metal-insulator-metal (MIM) system. Further, Brinkman re-
fined this formalism by expanding it to the case of an asymmetrical barrier, when both
metal-insulator interfaces are different in energy [18]. Both of these approaches don’t
take into consideration the DOS of the metallic electrodes, hence don’t treat the case of
spin-dependent tunneling in magnetic tunnel junctions. Further, Meservey and Tedrow
worked on the experimental demonstration of spin-polarized tunneling [19, 20]. They
were able to measure a spin-dependent tunneling current across a ferromagnet-insulator-
superconductor trilayer. The superconductor acts as a spin-detector for the incident tun-
neling current whereas the FM electrode acts as a spin-injector since it is characterized by
a spin-polarization (SP) at the Fermi level defined as:

SP =
ρ↑ – ρ↓
ρ↑ + ρ↓

(3.1)

Where ρ↑ and ρ↓ are the tunneling DOS of FM electrodes for the majority and minority
electrons. Below the curie temperature (TC) of the superconductor, its DOS is charac-
terized by a 2Δ energy gap around the Fermi level and aberrations at ±Δ, as represented
in Figure 3.2.a by solid and dotted lines, respectively. These sharp features in the DOS
of the detector will give generate prominent features in the conductance measurement of
the device, corresponding to a stronger tunneling current at these energy values. To de-
tect a spin-polarized tunneling current, a Zeeman splitting of μBH is induced within the
superconductor layer by a magnetic field H applied in-plane. In consequence, the spin-up
(dotted lines) and down (solid lines) DOS are split by 2μBH. The spin-split sharp features
in the detector’s DOS enable the detection of spin-dependent contributions to the tunneling
current. Figure 3.2.b represents the case of a metal injecting electrode that gives rise to
symmetric peaks in the conductance, since it’s spin-unpolarized. The total conductance is
the simple sum of spin up and down channels since the spin is conserved during tunneling,
excluding spin-flip events. Consequently, when the metal is replaced by a ferromagnetic
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electrode, the peaks are asymmetric and proportional to the spin-polarized transport chan-
nels. The spin-polarization of the ferromagnetic electrode at the Fermi level is equivalent
to the values of the four conductance peaks σ1, σ2, σ3 and σ4 in the following way:

P(EF) ≈
(σ4 – σ2) – (σ1 – σ3)

(σ4 – σ2) + (σ1 – σ3)
(3.2)

Figure 3.2: Spin-dependent tunneling: (a) DOS of a superconducting layer and a field-
induced Zeeman splitting. The solid line for spin-down and dotted one for spin-
up. (b) Conductance plot of a metal-insulator-superconductor junction. Sym-
metric peaks denote a spin-unpolarized tunneling current. (c) The footprint of
spin-polarized tunneling current, since the metal is replaced by a ferromagnet,
resulting in asymmetric conductance peaks. Figure taken from ref [21].
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3.2 Tunneling magnetoresistance Effect

In 1975, a few years after the pioneering work of Meservey and Tedrow the concept
of spin-polarized tunneling was further developed by Julliere [4]. Julliere proposed a for-
malism treating spin-polarized tunneling within a magnetic tunnel junction based on the
SP-DOS (Eq: 3.1) of the two FM electrodes. His concept is based on two hypotheses: i)
The electron’s probability to tunnel through the insulator layer is proportional to the prod-
uct of the available (in FM1) and accessible (in FM2) states, i.e. to other FM densities
of states; ii) The tunneling charge carrier conserves its spin-state, thus doesn’t undergo a
spin-flip event in the barrier. In such a way, an electron of a given spin in the left electrode
FM1 can tunnel to the right electrode FM2 only if the same state is available. Therefore,
according to the two current model the total conductance is simply the sum of the majority
and minority channels and can be expressed in the following way:

GP ≈ ρ
↑
1 ∗ ρ

↑
2 + ρ

↓
1 ∗ ρ

↓
2 (3.3)

GAP ≈ ρ
↑
1 ∗ ρ

↓
2 + ρ

↓
1 ∗ ρ

↑
2 (3.4)

Where GP and GAP are the total conductances in the parallel (P) and antiparallel (AP)
configurations of the two FM electrodes and ρ1 and ρ2 are the respective SP-DOS available
for tunneling. It is clear that the magnetic configuration of the FM electrodes alters the
available densities of states, and thus affects the conductance, leading to the tunneling
magnetoresistance (TMR) effect (Eq: 3.5). Figure 3.3 schematically visualizes Julliere’s
formalism of TMR effect and the two-current model.

In the parallel configuration, the majority electrons in the injection (FM1) electrode
find more available states in the detection (FM2) electrode than the minority electrons in
their respective channel. This results in ρ↑1 ∗ ρ

↑
2 > ρ

↓
1 ∗ ρ

↓
2. On the other hand, in the

antiparallel configuration the DOS of FM2 is altered which results in majority-minority
(ρ↑1 ∗ ρ

↓
2) and minority-majority (ρ↓1 ∗ ρ

↑
2) transport channels. The resulting conductances G

in the two magnetic configurations are different, GP , GAP, and therefore we can define
the tunneling magnetoresistance ratio equivalent to this difference:

TMR =
GP – GAP

GAP
=

RAP – RP

RP
(3.5)

As Meservey and Tedrow previously showed, the polarization of an FM electrode can
be expressed in Eq: 3.1, hence, Julliere expressed the TMR ratio as a function of the
respective electrodes spin-polarization P1 (FM1) and P2 (FM2):

TMR =
2P1P2

1 – P1P2
(3.6)

In his novel work, Julliere experimentally observed a 14% TMR signal at a low 4.2K
temperature within a Fe-Ge-Co junction, which is slightly smaller than his own prediction
of 26% using Meservey’s and Tedrow’s spin polarization of Fe and Co. Yet, Julliere’s
model of TMR remains a qualitative interpretation of spin-polarized tunneling in magnetic
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3.2 Tunneling magnetoresistance Effect

Figure 3.3: Tunneling magnetoresistance according to Julliere’s formalism: The elec-
tron tunnels from FM1 to FM2 between the respective majority (↑) and minor-
ity (↓) states in (a) the parallel (P) case, while in (b) the antiparallel (AP) case
the spin referential of the magnetic electrode flipped electrode is reversed. On
the right, the respective conductance within the two-current model is shown.
Figure taken from ref [22].

tunnel junctions. In some cases, Julliere’s model is able to predict well both the sign and
the amplitude of TMR in some cases [23, 24]. However, it turns out that the amplitude,
and even the sign, of P depend on how orbital overlap occurs at a given MTJ interface
since it impacts wavefunction hybridization toward solid-state tunneling [25, 26]. A more
complete model taking into account the structural and therefore the quantum structure of
the entire device in question is required. The next section 3.2.1 presents a more refined
view of spin-polarized tunneling in FM-I-FM systems.

3.2.1 First principles approach in the ideal case

In the previous section, we briefly discussed the early qualitative descriptions of spin-
polarized tunneling and the resulting Julliere’s model of TMR. This interpretation didn’t
take into consideration the nature of the tunneling particles, neither the electrode-barrier
interface nor the electronic structure of the insulating barrier. Therefore, it remains a ped-
agogical simplified model. Once the quantum mechanical properties of the entire system
are considered a more complete interpretation can be given. This more detailed descrip-
tion will be done using the canonical example of an epitaxial Fe/MgO/Fe system since it
is a relatively simple trilayer that can be theoretically investigated through first-principle
calculations. It also widely contributed to the development of spintronics since highly
spin-polarized currents was historically predicted in these systems [27]. We will start by
introducing the crystalline structure of the epitaxial Fe/MgO/Fe trilayer parallelly evoking
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Chapter 3 Theoretical and Experimental Background

the importance of the interfacial Fe/MgO structure in the tunneling process. Further, we
will see why the tunneling of charge carriers along the lateral direction (xy plane) is essen-
tial for spin-polarized currents, thus the magnetoresistance effect. And finally, the decay
rates of tunneling charge carriers in the MgO barrier gap will be addressed.

3.2.2 Crystalline structure: epitaxial Fe/MgO/Fe system

In the field of condensed-matter, the crystalline and especially interfacial structure of
thin layers heterostructures is known to play a major role in their magnetic, electronic, and
spintronic properties. The crystalline structure of magnesium oxide (MgO) is defined by
the transfer of charges betweenMg2+ and O2– ions. MgO forms a rock-salt face-centered
cubic (fcc) structure along the (001) direction characterized by the lattice parameter aMgO
= 0.421nm. On the other hand, the crystalline structure of iron (Fe) is body-centered cubic
(bcc) characterized by the lattice parameter aFe = 0.287nm. The difference in the lattice
parameters dictates that when thin layers of MgO are grown on a Fe bcc (001) structure,
they rotate by 45◦ to compensate for the lattice mismatch (aMgO =

√
2aFe). This forms

a Fe(001)[110]//MgO(001) structure with a 3.7% lattice mismatch at the interface. This
relatively small lattice mismatch is responsible for the proper matching of wave-functions
at the Fe/MgO interface. The interfacial structure of Fe/MgO(001) is schematically repre-
sented in Figure 3.4. This structural description is relevant solely for epitaxial systems [28]
and differs in sputtered textured MgO-based junctions [29].

Figure 3.4: Schematic of the interfacial Fe/MgO(001) crystallin structure: (a) and (b)
crystalline structures of rock-salt fcc MgO and bcc Fe characterized by their
respective lattice parameters, aMgO = 0.421nm and aFe = 0.287nm. (c) The
lattice discrepancy dictates the 45◦ rotation of MgO in the (110) direction of
Fe. Figure taken from ref [30].
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3.3 Electrical transport: epitaxial Fe/MgO/Fe system

The epitaxial Fe/MgO/Fe structure was investigated by Butler et al. [31] through first-
principles calculations. Since the system is periodic in the two-dimensional lateral xy plane
the set of Bloch wave-functions is used in the calculations. Using the layer-Korringa-
Kohn-Rostoker (LKKR) method Butler et al. calculated the reflection and transmission
probabilities between two Fe layers separated by the thin MgO spacer. Further, insert-
ing these coefficients into Laundauer’s conductance formula, Butler et al. were able to
determine the total tunneling conductance overall transversal Bloch modes:

G =
e2

h

∑

k‖,j

T(k‖, j) (3.7)

Where e is the charge of the electron, h is the Planck’s constant and T(k‖, j) the trans-
mission probability coefficient of each respective Bloch state j along with the transversal
mode k‖. Where k‖ = (kx, ky) is the projection of k on the xy plane of the structure and z
is the direction of the tunneling current perpendicular to the structure. In such a way, the
spin-resolved tunneling conductance can be determined for each magnetic configuration of
the Fe electrodes. Referring to Figure 3.5.a-b, the parallel tunneling conductance G of ma-
jority electrons over an 8 ML MgO spacer is characterized by a single peak at k‖ = (0, 0) .
On the other hand, the minority conductance is three orders of magnitude weaker and has a
more complicated xy distribution, with high peaks along with the kx = 0 and ky = 0 lines
that originate from interfacial states in Fe layers and are suppressed when MgO is thicker.
The antiparallel tunneling conductance represented in Figure 3.5.c possesses the transport
footprints of both the majority and minority channels in the P case. One can already that
the large predicted TMR amplitudes in such epitaxial systems mostly originates from the
transmission along with the k‖ = (0, 0) direction.

Since k‖ = (0, 0) is the dominating transport vector, tunneling can be considered
to take place through a simple square energy barrier Vb and thickness d with the re-
sulting transmission probability proportional to e–2dk and with the decay constant k =
√

(2m/̄h2)(Vb˘EF) + k2‖ . Furthermore, Butler et al. demonstrated that the lateral oscil-

lations to the wavefunction define its decay rate perpendicular to these oscillations. The
lateral oscillations are proportional to the number of nodes in the planar element of the
wavefunction and are grouped according to their symmetry. Referring to Figure3.6, the
symmetry groups Δ1,Δ5,Δ2 and Δ2′ are represented with the orbitals they regroup and
their respective decay rates k. Since an electron of a given group tunnel with respect to
states within a band that possesses this group’s symmetry, evanescent tunneling will de-
pend on the symmetry of their wave-function, giving rise to multiple decay rates within
the same barrier. For instance, according to Figure 3.6 we see that Δ1 symmetry have the
lowest decay rate kΔ1

, whereas Δ5,Δ2 and Δ2′ decay faster.
Furthermore, the importance of the insulating barrier’s electronic structure was demon-

strated through the investigation of its complex band structure in fully epitaxial systems.
Several papers in the early 00s showed that the decay rates of the different Bloch symmetry
groups are related to the complex k vector of the MgO crystal since the wavefunctions can
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Figure 3.5: Tunneling conductance along the k‖ in Fe/MgO/Fe system Amplitude map
of the k‖ conductance within an 8ML of MgO epitaxial structure. (a) and
(b) – respectively, the majority and minority transport channel in the parallel
configuration of Fe electrodes. (c) the total conductance in the antiparallel
configuration. Figure taken from ref [31].

Figure 3.6: Symmetry-related decay rates in an epitaxial system Bloch states at k‖ =
(0, 0) and their characteristic symmetries equivalent to the planar oscillations
of the wavefunction. The decay rate depends on the number of wavefunction’s
nodes in the plane XY of the structure. Figure adapted from refs [31, 32].

properly match at its interface [33, 34]. When the metallic Bloch states injected into the
crystalline MgO structure match at the interface to the evanescent wavefunctions within
the barrier, their decay rates are characterized by the complex k vector of MgO corre-
sponding to that Bloch state’s symmetry. In an epitaxial Fe/MgO(001)/Fe junction the
wave-vector k can be expressed as the combination of k‖ and kz. The planar component k‖
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is conserved during tunneling and should match at the interface. The decay of the wave-
function is defined by kz. Referring to Figure 3.7.a, the symmetry resolved band structure
of MgO defines the kz value for each respective symmetry. Since dominantly the tunnel-
ing electrons are at the Fermi level EF, the decay parameter is defined according to EF in
the complex section of kz. As one can see Δ1 symmetries are characterized by a much
smaller decay rate kΔ1

than kΔ5
of Δ5 symmetries. The symmetries Δ2 and Δ2′ aren’t

represented here since they are characterized by a much higher decay rate.

Figure 3.7: Symmetry resolved MgO and Fe band structures. (a) Complex and real
band structures of MgO along the transport path in the reciprocal space Γ – X
direction for Δ1 and Δ5 symmetries. The intersection of EF and the MgO’s
complex band structure correspond to the decay rates of symmetries within the
barrier, kΔ1

and kΔ5
. (b) The spin- and symmetry-resolved band structures of

bcc Fe (001) along the transport path Γ˘H. The band-structure of Fe possesses
electron states at EF with Δ1 symmetry that are fully spin-polarized. Figure
taken from ref [16].

This coherent transport preserves the symmetries and spin state during tunneling of
incident Bloch states: the MgO barrier acts as an electron symmetry filter [35]. Con-
sequently, when the symmetry filtering properties of the crystalline MgO structure favor
solid-state tunneling of electrons with a Δ1 symmetry that is fully spin-polarized at EF
in the Fe electrodes, (Figure 3.7.b) this leads to a highly spin-polarized current. The
peculiar description of these effects can be found in the layer resolved tunneling DOS
within a Fe/MgO(8ML)/Fe epitaxial system in its parallel and antiparallel magnetic con-
figurations [35]. Referring to Figures 3.8.a and 3.8.b, in the parallel configuration of
electrodes tunneling takes place simultaneously between majority-majority and minority-
minority channels. In the majority case, all three symmetry groups Δ1 (s, pz, d3z2–r2),
Δ5 (px, py, dxz,dyz) and Δ2′ (xy) are present in the majority channel of both electrodes.
But since the decay rate of Δ2′ is the highest one it doesn’t reach the collecting electrode
through 8ML of MgO. In the minority case, the Δ5,Δ2(dx2–y2) and Δ2′ are present in
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the left lead, yet only Δ5 and Δ2 reach the right one. Therefore, the parallel conductance
G↑↑ is the sum over all of the contributing symmetry resolved conductances:

GP = G↑↑
Δ1

+G↑↑
Δ5

+G↓↓
Δ5

+G↓↓
Δ2

(3.8)

In the antiparallel configuration, in both the majority-minority and minority-majority
channels respectively Δ1 and Δ2 symmetries are absent in Fe’s band structure, hence,
they continue to decay in the collecting electrode. This results in the GAP exclusively
mediated by Δ5 symmetries:

GAP = G↑↓
Δ5

+G↓↑
Δ5

(3.9)

Figure 3.8: Tunneling DOS of Fe/MgO(8ML)/Fe along k‖ = (0, 0) Symmetry, spin,
and layer resolved tunneling density of states (TDOS). (a) and (b) correspond
to TDOS in the parallel majority-majority and minority-minority channels.
(c) and (d) corresponds for TDOS in the antiparallel majority-minority and
minority-majority channels. See description in the text for more details. Fig-
ure taken from ref [36].

The resulting TMR = (GP – GAP)/GAP is high due to the dominance of Δ1 symme-
tries parallel majority channel. This results in a giant imbalance between GP and GAP
conductances that can generate up to 34000% of TMR according to theoretical predic-
tions [27]. Herein, we’ve discussed about a more refined origin of the TMR effect arising
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in epitaxial Fe/MgO/Fe epitaxial systems along the k‖ = (0, 0) direction. This interpre-
tation takes into account the electronic structures of the metallic electrodes, the insulating
barrier, and their interfacial couplings. The high predicted TMR signals in epitaxial Fe-
MgO-Fe junctions take their roots in the various decay rates for the different Bloch-states
within a single energy barrier. The next section 3.4 briefly describes the development path
from prototypical epitaxial Fe/MgO/Fe junctions assembled by molecular beam epitaxy to
industrially-grade textured CoFeB/MgO/CoFeB junctions crafted by sputtering.

3.4 Evolution of tunneling spintronics

The structural simplicity of epitaxial junctions led to a high theoretical interest in such
systems. Few years after the high TMR signals predicted by ab-initio calculation they
were partially confirmed experimentally. Several groups were able to assemble epitax-
ial Fe/MgO/Fe junctions through molecular beam epitaxy growth technique and detected
sizable TMR signals. Yet, these results remained orders of magnitude lower than their the-
oretical counterparts and reached 180% at room-temperature [37]. This discrepancy be-
tween theory and experiments can originate from several factors, a) roughness and lattice
mismatch at the interface, b) oxidation of iron atoms, the formation of a Fe-O interfacial
layer, c) point defects that contribute to symmetry mixing, hence, noncoherent transport
channels. Historically, epitaxial MTJs were subclassed by textured MTJs by their pro-
duction and spintronic efficiency aspects. Since real-life MTJs are multilayer structures,
the lattice match at each consecutive interface is very hard to control under the MBE
technique. In this respect, sputtering growth is more adequate to use for mass produc-
tion. In sputtered MTJs the bcc epitaxial Fe electrodes are replaced by amorphous CoFeB
electrodes on top of which a textured MgO(001) is grown. It is covered by the second
amorphous CoFeB film. Afterward, the semi-amorphous and textured multilayer structure
is annealed at relatively high temperatures, 250◦C < Ta < 500◦C. The textured MgO
layer acts as a crystallization template for the amorphous electrodes during the annealing
procedure. During annealing, the B of CoFeB diffuses away and the remaining CoFe elec-
trode crystallizes to a bcc(001) structure with a proper lattice match at the interface with
MgO(001). For this reason, high TMR signals are achievable in sputtered MTJs. The first
such fully sputtered device was successfully assembled by Parkin et al in 2004 [29]. On
an Si(100)/SiO2 substrate a TaN/IrMn/CoFe/MgO/CoFe/TaN structure was grown. Here,
TaN is used as a wetting layer, IrMn as a pinning layer to the bottom polycrystalline CoFe
electrode through exchange bias for a sharp P-AP state and the top TaN layer also serves as
a capping layer. These junctions exhibited 70% of TMR at RT when as-deposited and up to
220% (RT) after the 400◦C annealing procedure. Cross-section TEM analysis of the struc-
ture shows that the MgO(011) axis is aligned along the CoFe(001) as expected in epitaxial
Fe/MgO systems. It was shown that doping the Fe electrode with Co increases its TMR
response. The recrystallization of amorphous CoFeB electrodes upon annealing was re-
ported a year later by Djayapzawira et al. [38]. By the addition of boron (B) to the CoFe al-
loy make it amorphous, usually, its concentration doesn’t exceed 20%, CoxF1–xBy, where
x, 1-x, and y are the concentrations of the respective alloy. A high 230% TMR signal
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was observed at room temperature after a 2h annealing at 360◦C. Increasing the annealing
temperature to even higher values is challenging, since this may activate the diffusion Ra,
Mn, Ta, and B into the devices structure decreasing by that the TMR signal [39]. The
current record of 604%(1144%) TMR at RT (5K) in Ta/Ru/Ta/CoFeB/MgO/CoFeB/Ta/Ru
MTJs was set by Ikeda et al in 2008 [40]. This tremendous achievement is ensured in
part by the high 525◦C annealing temperature, absence of the IrMn pinning layer, and the
proper choice of the CoFeB alloys concentration and thickness. This later property limits
the diffusion of Ta atoms into the CoFeB/MgO interface and contributes to a higher quality
interface. The historical evolution of MTJs in respect to their TMR signals is represented
in figure 9. It highlights the importance of annealing and utilization of amorphous CoFeB
electrodes in the development of spintronics.

Figure 3.9: History of room-temperature TMR in amorphous, epitaxial and textured

MTJs. The adoption of annealed textured CoFeB/MgO/CoFeB devices paved
the way for high TMR signals and opened the doors to a wider implementation
of such systems. Several datapoints references: a [41], b [7], c [42], d [43],
e [44], f [37], g [29], h [38], I [45], g [46] and k [40]. Figure taken form
ref [16].

Despite this success, several intriguing questions remain unanswered: i) The role of un-
avoidably present point defects and the additionally generated low barrier heights on the
resistance and TMR signals of the devices. In our recent group’s works, we emphasized the
discrepancy between the experimentally deduced barrier heights of top-performing MTJs
(Φexp ≈ 0.4eV) and the expected values for MgO-based MTJs (ΦMgO ≈ 3.9eV) [10, 47].
ii) The tremendous discrepancy in the TMR amplitude between theoretically predicted
and experimentally observed values [13, 31, 40]. In this respect, the next section 4 at first
summarizes the current state of the art on spin-polarized transport in textured sputtered
MgO-based MTJs. The section then describes the phenomenology of point defects and lo-
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calized states in spintronics. Finally, it introduces the reader to the experimental technique
used to investigate the potential landscape of tunneling devices.
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Chapter 4

Localized States in Spintronics

As the main goal of this project was to integrate the concept of point defects in the cur-
rent picture of spin-polarized tunneling this section briefly introduced a deeper understand-
ing of transport in spintronic devices. At first, the key role of interfaces will be discussed
through the interfacial lattice match and the presence of impurities. It is followed by the
description of the bias voltage and temperature dependence of magnetotransport. The dis-
cussion ends with the introduction of point defects forming localized states in the MgO’s
potential landscape as well as the theoretical models describing their impact on the spin-
tronic properties of devices. As we will see, the presence of oxygen vacancies plays a key
role in the effective spintronic performance of MgO-based MTJs and their spin-transfer
torque functionality.

4.1 Spintronic’s Metrology

The quality of interfaces in spintronic devices is as essential for their proper operation
as it is complicated to control. In section 3.2.2 we discussed the importance of the inter-
facial matching of evanescent wavefunctions in epitaxial Fe/MgO/Fe systems. One way
to change the lattice parameter of a material is to dope it with a different lattice element.
Bonell et al investigated the effect of interfacial dislocation on the TMR response of epi-
taxial devices. The authors demonstrated that by increasing the doping concentration of
vanadium (V) (aV = 303pmvsaFe = 287pm) on the bottom Fe/MgO interface the TMR
response of devices was diminished in comparison with pure Fe/MgO/Fe structure [48].
To reduce structural defects, sputtered CoFeB alloys are used: i) Boron serves to create
an amorphous alloy structure, ii) The bcc (aCo = 250pm) Co’s band structure is much
more spin-polarized at the Fermi level than bcc Fe, hence, is predicted to generate higher
TMR, iii) Co undergoes a bcc to fcc transition at a few ML [46], which kills the high
P of Δ1 states at EF. Therefore, increasing the concentration of Co in CoFeB is both
constructive and destructive at the same time. Referring to Figure 4.1, Ikeda et al. [40]
altered the amount of Co from x = 0 to x = 60% in CoxFe80–xB20 for different annealing
temperatures and concluded that x = 20% is optimal for the device’s TMR response.

Moreover, contamination at the electrode-MgO interface can affect the performance of
the device in question by altering its electronic structure yet this mechanism remains com-
plicated to determine since the interface is buried within the device. One such contaminant
is oxygen atoms present at the Fe’s interfacial layers forming an oxidized FeO layer [49].
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Chapter 4 Localized States in Spintronics

Figure 4.1: Variation of TMR as a function of the Co concentration x in CoxFe80–xB20
and annealing temperature. The concentration of Co alters both the lattice
mismatch at the interface and the spin-polarized band structure of the alloy’s
electrode resulting in a linear effect on TMR. All concentrations of Co share
the same annealing temperature (Ta) behavior and the maximum TMR signal
is reached at x = 20% and Ta ≈ 500◦C. Figure taken from ref [40].

First-principles calculations to understand the effect of interfacial FeO on spin-polarized
transport in epitaxial MTJ systems were performed by Zhang et al [50]. The authors con-
cluded that the interfacial oxidation reduced the interfacial overlap ofΔ1 states dominantly
responsible for the TMR response. Experimentally this effect was confirmed by Bonell et
al [51] who observed the TMR of their sample reduced by 40% between O free and a 2
monolayers of O interfacial contamination. Another contamination such as carbon atoms
was reported to appear at the interface and deteriorate the TMR signal. Tiusan et al. [52]
ported that the presence of Fe-C at the bottom interface of epitaxial Fe-C/MgO/Fe samples
reduces their TMR signal by prohibiting the transmission ofΔ1 states. Separately, material
science studies have shown that C monolayers deposited on an FM surface such as Co can
generate a strongly polarized interface a.k.a a spinterface [53], hence could have a positive
effect on TMR within a spintronic device [54], see Section 9.6.1 for the spinterface’s for-
malism introduction. The Part Part II of this manuscript will present the magnetotransport
results confirming the presence of carbon-generated spinterfaces in Co/MgO/Co samples.
Other contamination species such as boron (B) atoms initially present in the amorphous
CoFeB are prone to diffuse into the capping layers of MTJs [55, 56] and less likely to dif-
fuse into the MgO spacer [56, 57], hence the buffer layers affects both the crystallization
of the CoFeB electrodes [58] and the resulting TMR signal [59, 60] of MTJs. The choice
of the buffer (capping) layers in the MTJs stack tends to be significant for the device’s
spintronic properties [40, 55]. Contaminations, defects, and vacancies states aren’t always
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detrimental to the spintronic operation of MTJs. In our recent groups works, the authors
investigated the role of oxygen vacancies (OVs) in spintronics [10–12,47], they’ve demon-
strated [47] that OVs are at the origin the spin-transfer torque (STT) low current densities
experimentally reported in MgO-based devices [61, 62]. In the next sections 4.1.1 of this
manuscript, the role of OVs will be discussed in detail moreover we will portray the po-
tential landscape of MgO-based tunneling devices in presence of oxygen vacancies.

4.1.1 Magnetotransport measurements

As magnetic tunnel junctions mainly serve as electronic components in integrated cir-
cuits (IC) their electrical properties are of main interest. A set of magnetic and electric
a.k.a magnetotransport measurements are performed to probe the spintronic response of
devices. A most commonly used measurement protocol of IVs consists of sourcing bias
voltage (V) while measuring the resulting current (I) changes upon switching between the
different magnetic states of the device. Interpreting magnetotransport measurements isn’t
trivial since the current response at a given bias voltage is the convolution of all intrin-
sic and extrinsic device’s properties. The last three decades of magnetotransport expertise
show that the proper interpretation of the transport mechanisms requires a careful examina-
tion of multiple interlinked experimental degrees of freedom in combination with refined
theoretical models.

4.1.2 Probing MTJ’s electronic structure

Investigating the electric properties of MTJs results in probing the electronic structure of
the whole device. Within a simplified transport model, when a bias voltage is applied to the
MTJ’s structure the Fermi level EF of the electrodes split by eV. The positively sourced
side (S+) shifts by +eV/2 whereas the negatively sourced one (S–) is shifted by -eV/2.
The tunneling electrons of the S+(S–) electrode perceive a lower (higher) barrier height
compared to the equilibrium one. As a note of mention, this description assumes that only
electrons are tunneling, yet by the end of this chapter we will see that holes can also par-
ticipate in the transport of MTJs. In this case, the additional allowed to tunnel electrons
tunnel from S+ (left) into the additional empty states of S–(right), thus, both electrodes
are been probed. Moreover, under applied bias-voltage, the rectangular potential step is
transformed into a trapezoidal one as represented in the schematics of Figure 4.2. In the co-
herent transport scheme, sweeping bias-voltage allows probing the DOS of the electrodes
by means of the tunneling current. Pronounced features within the DOS of electrodes will
lead to features in the device’s measured current.

Overall magnetotransport measurements performed on MgO-based devices have shown
that the TMR signal steadily decreases under an increasing bias-voltage. There are sev-
eral major reasons for this effect to take place: i) The increase of the conductance in the
AP state, which is dominated by Δ5 Bloch symmetries, ii) The increase of both conduc-
tances through the opening of additional inelastic channels, including zero-bias anomalies
resulting from phonon and magnon processes that reduce spin-polarized transport. When
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Figure 4.2: Trapezoidal potential step under applied bias-voltage. Figure taken from
ref [16].

the energy of the tunneling electrons is high enough additional inelastic transport chan-
nels are opened. They are characterized by the exchange of the electron’s energy, spin,
and symmetry with the surrounding environment of the insulating spacer. Hence inelastic
transport is usually assigned to incoherent transport that deteriorates the TMR signal of
the device. Inelastic electron tunneling spectroscopy (IETS) allows identifying the energy
required for these processes to take place. Usually, a further assignment of the inelastic
transport features to a given quantum mechanical origin requires additional cross-checking
measurements. IETS performed on sputtered CoFeB-MgO-CoFeB devices have shown
the presence of trap states transport. These trap states are generated by impurities present
within the MgO dielectric spacer. Authors even assumed that some of these states are spin-
polarized and contribute to a spin-polarized tunneling [63]. In more detail, impurity-based
transport will be depicted in Section 4.2.

4.1.3 Temperature addressing

The transport mechanisms under which the magnetic tunnel junction operates can be
interpreted according to its temperature dependence. Several key effects arise when ad-
ditional thermal energy is brought to the system: i) The increased temperature provokes
the smearing of the Fermi energy, resulting in a lower effective barrier height felt by the
electrons and a higher overall tunneling current, ii) The spin-imbalance that defines the
polarization of the FM electrodes is subject to shrink with increasing temperature, result-
ing in a less spin-polarized tunneling current and a lower TMR signal [64], iii) Opening
of additional inelastic transport channels related to magnon and phonon-assisted tunneling
under a temperature increase. The field of spin caloritronics treats the spin and charge
properties of temperature-induced currents [65]. It was demonstrated that a gradient of
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temperature-induced along the structure of an MTJ results in a spin-dependent Seebeck ef-
fect, hence, generating spontaneous voltages that gives rise to the tunneling magnetother-
mopower (TMTP) ratio. Yet in the following discussion thermo-currents are excluded
since both electrodes are presumably at the same temperature. The literature on both epi-
taxial and sputtered MgO-based junctions is full of reports demonstrating the decrease of
the spin-polarized transport with increasing temperatures, observed over the reduction of
TMR. Drewello et al. [66] introduced a theoretical formalism that describes the thermal
dependence of the junction’s conductance as a function of thermal smearing and magnon-
assisted tunneling. They were able to reach a good agreement between experimentally
and theoretically predicted results on several experimental datasets [28]. Referring to Fig-
ure 4.3.a, the general temperature dependence on RP, RAP and TMR is represented. The
strong decrease of TMR under increasing temperature is mostly mediated by RAP. Fur-
thermore, the temperature behavior of TMR is also related to the thickness of the dielectric
spacer and to the tunneling transport taking place within the device. Ma et al. [67] inves-
tigated the temperature variation of TMR in epitaxial Fe/MgO/Fe junctions for several
thicknesses of MgO (tMgO), see 4.3.b. This study has shown that thick MgO junctions
have a sharper decrease with T. This originates from a stronger misalignment with T of
their electrode’s magnetizations. Furthermore, Teixeira et al. [68] demonstrated that the
dominant mechanism determining T dependence of GP, GAP and TMR is spin-polarized
elastic tunneling. In this case, the thickness of the MgO spacer (tMgO < 1.35nm) will
define the T variation of the device’s spintronic response. In neither of Drewello’s or Ma’s
models were coherent/incoherent transport channels directly addressed. Khan et al. [69]
successfully fitted thick (2.1nm < tMgO < 4nm) sputtered CoFeB/MgO junctions only
once both polarized and unpolarized transport channels were considered.

Figure 4.3: Temperature variation of magnetotransport in sputtered and epitaxial

MgO-based devices. (a) Monotonous decrease of resistance-area prod-
uct RAAP and TMR within a sputtered CoFeB/MgO(3nm)/CoFeB junction
whereas RAP is quasi-constant, taken from ref [29]. (b) TMR decrease un-
der increasing T in different MgO thicknesses epitaxial Fe/MgO/Fe junctions,
taken from ref [67].
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In section 5.2.4 we will discuss the active role of thermal addressing in the determination
of localized states related transport features in MTJs. The next section briefly introduces
the concept of localized states and their participation in the transport mechanism of spin-
tronic devices.

4.2 Localized states in spintronics

In the scope of this thesis research project, we aimed to distinguish the effect of defects
present within the insulating spacer. The next section briefly introduces several theoretical
models on point defects in the MgO crystalline structure as well as their effect on the
theoretically predicted TMR response in epitaxial systems.

4.2.1 Defects states in the MTJ’s dielectric

Impurities and vacancies can appear in the dielectric spacer during its growth procedure
or-and through the diffusion of intrinsic or extrinsic atomic species during the annealing
procedure. There are two main categories of defect states in the insulator’s potential: i)
localized states – confined charges in the potential landscape of the dielectric. The wave
function weakly overlaps with the surrounding atoms. Localized states assisted transport
increases the conductance of the device and takes place through elastic or inelastic tun-
neling, ii) trap states – can both contribute to the reductions by of the conductance by
charge trapping and to its increase by trap assisted tunneling. Elastic resonant tunneling
(ERT) through a single localized state takes place when the Fermi energy of the tunneling
electrons matches that of the defect state and is temperature independent [70]. When ERT
takes place through two consecutive localized states, the conductance of this transport de-
pends on temperature through kBT. Furthermore, inelastic resonant tunneling (IRT) is
also prone to taking place through localized states when they are coupled to the phonon
field of the dielectric. IRT increases the conductance of a simple elastic resonant tunneling
and has a temperature of T2 dependence [71]. Furthermore, if the concentration of defects
is high enough, transport can take place through chains of localized states. If the discrete
energy states are confined on a small energy scale, the electrons can cross through these
chains by hopping. The conductance of hopping transport has a complicated temperature
dependence Tγ where the γ is proportional to the chain’s length. Temperature-dependent
transport measurements are a powerful tool allowing to highlight transport through im-
purities in MTJs through a proper model fitting [72]. Several reports described transport
through localized states as destructive for spin-polarized transport and judged it to be the
main reason between theoretical and experimental TMR values. In the next section 4.2.2
the electronic structure and the resulting transport consequence of oxygen vacancies in
MgO will be discussed. The coherent transport through this type of defect will be treated
from in the theoretical and experimental frameworks.
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4.2.2 Oxygen vacancies in MTJs

Oxygen vacancies are the most widespread species of defects in the family of oxide
materials in consequence of the low formation energies. Historically, oxygen vacan-
cies in magnesium oxide (MgO) were investigated for their intriguing optical proper-
ties [15,73–75]. In the field of spintronics the presence of defect states was always assigned
to reduced TMR [76], incoherent transport [63] and a complex temperature-transport rela-
tionship [66]. The first part of this section presents the theoretical description of oxygen
vacancies in MgO-based MTJs whereas the second part is devoted to their experimental
observation in transport measurements.

4.2.3 Electronic structure of oxygen vacancies

When an oxygen cation (O2+) is removed the rock-salt MgO crystalline structure is
slightly deformed. The atomic orbitals of the defect states are confined in its vicinity
forming localized electronic centers. Single (double) oxygen vacancies are denoted F
centers (M centers). Velev et al. [77] studied transport in Fe/MgO/Fe MTJ in presence
of F centers through first-principles calculations based on density functional theory. The
calculated DOS of bulk MgO containing F centers have shown that occupied s states lay
at -1eV from the fermi level whereas p states overlap with the conduction band thus are
empty, see Figure 4.4.a. The calculated charge density of a single oxygen vacancy (F
center), an F center forms an occupied localized s state and unoccupied resonant p state, see
Figure 4.4.b-c. The s state has a strongly localized spherical shape that partially hybridizes
exclusively with the first nearest oxygen atoms, as depicted in Figure 4.4.b. The p state
also hybridizes strongly with the first nearest and weaker with all other oxygen atoms, as
depicted in Figure 4.4.c.

Figure 4.4: Electronic structure of F centers in a crystallin bulk MgO. (a) The density
of states of defect-free bulk MgO crystal (solid gray), and in presence of F(s)
and F(p) centers in red and blue respectively (solid line). The dashed line
contains the self-interaction term. (b) - (c) Consequence of an individual F
center on the calculated charge density in a perfect MgO structure in presence
of a single s and p states respectively. Figure adapted from ref [77].

Furthermore, the authors have demonstrated that resonant tunneling through the F(s)
states considerably increases the transmission of the Fe/MgO(5ML)/Fe(100) structure in-
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creasing the conductance in both minority and majority P/AP configurations. Since s states
are spherical in the xy plane they contribute to theΔ1 symmetry transport channel. Out of
resonance inelastic transport through collisions with oxygen vacancies reduces the overall
transmission away from the defect level position, this induces higher attenuation rates and
as result a lower conductance. This results in a reduced asymmetry between the P and AP
conductances which causes a considerable reduction of the TMR ratio, from 1800% for an
ideal structure to 800% in presence of single oxygen vacancies [77, 78]. The decrease of
TMR is tightly related to the concentration of F centers in the MgO spacer of the junction’s
structure [79]. Furthermore, F centers can be populated by 0 electrons denoted F0 cen-
ters(neutral), by 1 electron denoted F1+ centers (charged) and by 2 electrons denoted F2+

centers (charged). Reasonable the electron population defines the magnetic properties of
these centers and may be critical for spintronics. In this manner, F0 and F2+ centers are
diamagnetic whereas F1+ centers are paramagnetic. The presence of F1+ centers can be
revealed by electron spin resonance techniques [80]. The optical activity of charged and
neutral F centers in MgO remained an enigmatic topic [15, 47, 81] till recent works revis-
iting the matter [73]. On the other hand, the electric participation of charged F centers in
MgO-based spintronics remains a complicated scientific topic since their charged states
induce dynamic processes.

At high concentrations of oxygen vacancies [82], the distance between the consecutive F
centers is rather small and double oxygen vacancies or M centers tend to appear. McKenna
and Blumberger [83] have predicted that as the distance between the single oxygen vacan-
cies decreased, they were more likely to participate in a coherent charge transport between
defect states rather than in an incoherent one. The footprint of M centers in the mag-
netotransport response of MTJs was elicited by a combination of electrical and thermal
addressing [10–12].

Taudul et al. [12] calculated the density of states for MgO structure in presence of M
centers. The later ones form two occupied statesM1 andM2 below the fermi level and two
unoccupiedM1∗ andM2∗ states overlapping with the conductance band of MgO. Referring
to Figure 4.5.a, the DOS of MgO is characterized by two sharp peaks M1 and M2 below
the fermi level and two distinguishable peaks M1∗ and M2∗ in the conductance band. M1
and M2 both share a spherical shape (s-like character). M1 (M2) manifests a bonding
(antibonding) state, see Figure 4.5.b-c. As in the case of F(s) centers, M centers hybridize
with the first nearest oxygen atoms. From the same theoretical work, for an M center
placed in the middle of a 7ML-MgO layer in presence of FeCo electrodes, the energy
levels relative to the MTJ’s EF are -0.4eV for M2 and -1.1eV for M1. The experimental
confirmation of the relative of M1 and M2 positions and the resulting defect-mediated
transport will be discussed in the results Section 5.3.

As the next step, Taudul et al. [13] have compared the calculated conductances of
Fe/MgO/Fe structure in presence of F centers, M centers and in their absence in the MgO
layer. The conductances of each configuration were calculated as a sum of the transmis-
sion coefficient over the whole 2D (xy) Brillouin zone. This study has shown that: i)
Naturally the conductances in the ideal (defect-free) structure are highly asymmetric lead-
ing to huge TMR values, ii) In presence of F centers the conductance in the P (spin-up)
state is strongly reduced, leading to a tremendous decrease of conductance asymmetry
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Figure 4.5: Electronic structure of M centers in a crystallin bulk MgO. (a) Density
of state calculated for a pure MgO crystal (dotted line) and in presence of M
centers (red line). M centers generate two occupied M1 and M2 states (sharp
peaks) and two unoccupied M1∗ and M2∗ states in the low conduction band.
Note that E=0 does not correspond to the EF of a FeCo/MgO/FeCo MTJ, but
rather to the chemical potential of bulk MgO with the M center. (b) - (c)
Calculated charge density of the M1 and M2 states in MgO. Figure adapted
from ref [12].

and very weak TMR, iii) In presence of M centers the conductance in GP (spin-up) state
that is higher than in the presence of F centers. Concurrently, the conductance GP(spin-
down) and GAP undergo a very weak increase leading to a higher TMR when F centers
are replaced by M centers. This result indicates that M centers contribute to more coher-
ent transport channels than F centers, in line with Velev et al. [77] and as predicted by
McKenna and Blumberg [83]. Table 4.1 summarizes the different calculated conductances
and the resulting TMR ratio for a free, F centers and M centers Fe/MgO/Fe structure for
two thicknesses of MgO 5 and 7ML.

G↑
P

G↓
P

GAP TMR[%]
5 ML 79.0 0.46 1.0 7850
F (5ML) 7.21 0.63 3.2 145
M (5ML) 17.1 1.47 4.5 315
7 ML 5.3 0.003 0.03 15770
F (7ML) 0.12 0.006 0.03 304
M (7ML) 0.62 0.007 0.04 1624

Table 4.1: Calculated conductances and the resulting TMR. Conductances G↑
P
, G↓

P
and

GAP and the resulting TMR [%] for a defect free, F centers and M centers
Fe/MgO(x)/Fe structure, when x= 5ML and 7ML of MgO. Conclusion: M cen-
ters contribute to a more coherent transport and are much less (≈ x2 to x5)
destructive for the TMR response. Table taken from ref [13].

This study [13] predicts that spintronics of MgO based devices can benefit from a mind-
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ful control over the species of oxygen vacancies, and especially its location within the
barrier. Indeed, oxygen vacancies placed close to the MTJ interfaces promote recovery to
TMR values closer to those predicted in an ideal case. It was experimentally concluded
that the ratio of F to M centers in oxidized [84] dc-sputtered Mg spacer MTJs decreases
when the sample’s annealing temperature is increased from 200K to 300K [12]. Addi-
tionally, in the rf-sputtered MgO-MTJs process a dominant concentration of F centers to
M centers [11]. Intriguingly, these observations fit rather well the fabrication protocol of
the current most performing CoFeB/MgO/CoFeB devices. A relatively high Ta > 300
annealing step is required to achieve high TMR values [40]. This leads to the proper re-
crystallization at the CoFe/MgO interfaces but can also reduce the ratio of F to M oxygen
vacancies. Both the thickness (7ML) and the resulting 304% to 1624% TMR ratios for F
and M centers-based structures fit rather well the experimentally observed high TMR sig-
nals 1100% with 2-2.5nmMgO spacers [40]. As of last, the combination of high TMR and
low barrier heights in MgO MTJs can now be assigned to the presence of closely spaced
oxygen vacancies (M centers) in the MgO barrier, preferably at its interfaces with the Fe-
CoB electrodes [13]. This work revolutionizes the generally accepted detrimental effect of
defects in spintronic devices. In the next chapter 5, the experimental evidence of oxygen
vacancies-mediated transport in spintronic devices will be described in detail.
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Chapter 5

Experimental Techniques and Results

The first objective of this research project was to identify defect states within the trans-
port scheme of MgO based spintronic devices and to determine their origin through a
combination of theoretical and experimental efforts. Upon this, the complete transport
based potential landscape of a MgO layer embedded within an operating device can be
determined. The first part of this section describes the fabrication details of the systems
used in this study. The second part defines the experimental technique which allows us to
experimentally measure the effective barrier heights felt by tunneling charge carriers. The
third and last part summarizes a comparative study between two similar spintronic sys-
tems which enables us to consolidate the picture of tunneling spintronics across oxygen
vacancies states in MgO.

5.1 Assembling magnetic tunnel junctions

The growth of the functional thin film stacks was performed by M. Hehn and coworkers
from Institut Jean Lamour (IJL) in Nancy-France in the frame of our long-term collabo-
ration. The three samples presented in this thesis manuscript (Chapter 5 and Part Part II)
were grown on a commercial alliance concept DP850 magnetron sputtering system. The
two samples presented in this section have been grown on a corning 1737 substrate and
have the same composition differing only by the top FM electrode:
Ta(5)/Co(10)/IrMn(7.5)/CoFeB(4)/MgO(2.5)/FM(3)/Ta(1)/Pt(1), where FM stands for CoFeB
or FeB top electrodes (numbers are in nm). The details description of the growth param-
eters can be found in Bernos et al. work [85]. These samples are annealed at 300◦C
under an external in-plane magnetic field to set the exchange field between the antiferro-
magnetic IrMn layer and the bottom CoFeB ferromagnetic electrode. This step provides
an achievable steady antiparallel magnetic configuration within the samples. The CoFeB
alloy is characterized by the following concentrations: Co40Fe40B20, which corresponds
well with the current most performant MgO-based devices and FeB stands for Fe80B20.
The fabrication process of MTJs on the grown wafer is performed at the STnano clean-
room class 100 facility through a UV lithography (365nm) process on a Süss MJB4 mask
align setup. The patterning of 240 MTJs on a single die is performed through a standard
4 step lithography process summarized in Figure 5.1. Prior to the lithography procedure,
a control quality is performed to avoid any possible contamination on the surface or dur-
ing the lithography process. The unprocessed wafers are transported between institutes

37



Chapter 5 Experimental Techniques and Results

covered by a protective photoresist. Through an acetone/ethanol cleaning in an ultrasonic
bath, the photoresist is removed. The quality of the wafer’s surface is controlled by a sim-
ple optical microscope, if any debris-contaminations are left other rounds of solution or
plasma cleaning follow.

5.1.1 Lithography process of MTJs

Step I: Defining Pillars. The first step of lithography enables us to define 20 rows of
12 junctions (d = 20μm) in each and two adjacent pads for each row, see Figure 5.1.a
for a single row. The pads serve for electrical access to the bottom electrode across a
macroscopic area of the junction trilayer due to defects. A layer of commercial-grade
positive photoresist (S1805) is deposited on the surface of the wafer by spin-coating and
further soft baked. The sample is exposed to UV light for 2.6s through a shadow mask
with the needed patterns in the contact aligner setup. Further, the sample is developed in
AZ 726 MIF developer. Ar+ ion beam etching (IBE) is used to transfer the pattern from
the motif of photoresist onto the wafer’s multilayer structure. In this step, the sample is
etched till the bottom part of the MgO spacer, at 45◦ to avoid redeposition. The etching
progress is controlled by Auger spectroscopy on the surface of the sample. The remaining
photoresist is removed in an acetone bath. Each consecutive step of lithography is aligned
to the previous one through special marks at all corners of the pattern. In such a way, a
precision of ±1μm is achieved along with the whole structure.

Step II: Common bottom electrodes definition. Here again, the same protocol of pos-
itive photoresist is used to define a common bottom electrode for each of the 10 rows, see
Figure 5.1.b. This step is followed by Ar+ IBE etching till the glass substrate so that the
10 bottom electrodes and their respective junctions would be isolated on the surface of the
sample. In this etching step redeposition of the etched material on the edges of the pillars
is excluded since they are covered by the photoresist layer.
Step III: Passivation layer. Prior to the deposition of the dielectric SiO2 material the
surface of the pillars and bottom electrode’s pads are covered with a negative photoresist
(AZ 5214) which eases the lift-off step. The passivation layer allows us to decouple elec-
trically the consecutive junctions and electrodes, see Figure 5.1.c. In that respect, a 150nm
thick layer of SiO2 is deposited by RF magnetron sputtering (Alliance Concept EVA300+)
setup. Further, the sample undergoes a soft lift-off procedure in acetone and ethanol baths
to remove the covering photoresist.
Step IV: Contact lines. To ensure easy electrical access for the patterned MTJs, conduc-
tive lines are deposited on top of the patterned pillars. Once again, through a negative
photoresist lithography step opening stripes on top of each pillar are defined with a central
photoresist motif covering the central part of the pillar to form an optical opening of do
= 10μm, see Figure 5.1.d. A conductive Al(110nm)/Au(35nm) is deposited in a commer-
cial e-beam thermal evaporation setup (Plassys MEB 550S). Then, the sample undergoes
another soft lift-off step to remove the covering photoresist. To summarize, a 20μm di-
ameter junction has a 12 μm opening in the SiO2 passivation layer atop the pillar, and an
annular 10 μm electrical contact associated with the top technological electrode layer. The
resulting contact lines serve for ball or wedge wire-bonding of the sample’s junctions to a
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Figure 5.1: Lithography process in fore steps. (a) Pillar and bottom electrode’s pads
definition. (b) Definition of the common bottom electrode shared by 12 pillars.
(c) Deposition of the SiO2 passivation layer. (d) Deposition of the conducting
pads for electrical connections. For more details see the description in the text.
Figure taken from Ref [68].

custom-made sample holding chip.
Prior to the bonding step, the resistance properties of the resulting 240MTJs of a processed
sample are measured on a probing setup. This step enables us to determine the success rate
of the lithography process and gather basic statistics on the system in question. The final
step consists of cutting the processed wafer into two die pieces of 5x7mm and gluing them
on custom-made chips for further wire bonding and electrical characterizations.

5.1.2 Statistics of lithography process

The standard lithography described in the previous Section 5.1.1 was applied to process
20μm in diameter MTJs for the CoFe (stack A) and FeB (stack B) systems. As the fab-
rication of MTJs is a sensitive process that relies on many external parameters, a careful
examination of the lithography success rate may hint as to the origin of any possible fail-
ure. Referring to Figure 5.2, we present the statistical study of the resistance-area (RA)
products for both stacks on samples with 120 junctions. The RA products on CoFeB (A)
based junctions average around 1 * 108 Ω∗μm2 and a 76% lithography success rate, while
the FeB (B) devices average around 5 * 107 Ω ∗ μm2 with 61% of success rate. The slight
discrepancy in resistance between the two stacks is within the expected margin [39], not-
ing that switching the top electrode material affects the spin-polarized states involved in
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transport. The relatively high success rate and the small experimental variance suggest
that the lithography and etching processes were properly performed.

Figure 5.2: Resistance-areas (RA) products for stacks A and B. (a) & (b) RA product
averages around 1 ∗ 108Ω ∗ μm2(5 ∗ 107Ω ∗ μm2) for stack A (B). Both RA
products were measured at Vbias = 5mV and no external magnetic field.

5.2 Magnetotransport characterization

The main goal of this section is to introduce to the reader the basic concepts of magne-
totransport using the example of our two MTJ sets (that would be discussed in Section 5.2.
Further, we shall define the not so well know I hat (Î) technique [10, 11, 22, 86] that can
be used to determine the effective barrier heights generated by defect states within the
spacer of an MTJ device. The comparison of experimentally extracted barrier heights for
the FeB and CoFeB MTJs in conjunction with ab-initio calculations allows us to identify
the species of defects involved in the transport and determine their position in the potential
landscape of the dielectric barrier, Section 5.3. As a note of mention, the set of experi-
mental datasets and their interpretation presented in this section led to the publication of
an article - “Consolidated picture of tunneling spintronics across oxygen vacancy states
in MgO” published recently [14]. My contribution to this work consisted of the MTJs
processing, measurements, and analysis parts.

5.2.1 Magnetic properties

Magnetotransport measurements require a steady magnetism within the structure of the
magnetic tunnel junction. In some rare cases, the magnetism of the pillars can be modified
during the lithography and etching process steps. In that respect, we compare the mag-
netometry measurements of the unprocessed wafers with the respective resistance-field
(RH) measurement of the processed MTJ. Referring to Figure 5.3.a, the room-temperature
SQUID magnetometry measurement of the Ta/Co/IrMn/CoFeB/MgO(2.5)/CoFeB/Ta/Pt
wafer (grown by M. Hehn, IJL Nancy) clearly indicates that both top and bottom CoFeB
electrodes are magnetically decoupled, a sharp AP state is obtainable, and the respective
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coercive field of each magnetic layer is detectable. Given that the exchange bias of IrMn
underscores the magnetic decoupling here, this room-temperature measurement implies
that, at lower temperatures, the decoupling shall also be ensured. The RH plot of the pro-
cessed MTJ (same structure) in Figure 5.3.b indicates that both junction electrodes are
decoupled. Since the MTJ’s HC fields match those from the raw SQUID measurement, we
can confirm the magnetic properties weren’t affected during the process steps.

Figure 5.3: Magnetic properties of samples before and after the process. (a) Room-
temperature SQUID measurement of the unprocessed wafer (see structure in
the text). Both CoFeB ferromagnetic electrodes are properly decoupled. (b)
Room-temperature resistance-field (RH) measurement performed on the pro-
cessed MTJ. The magnetic properties of the grown stack are preserved during
the lithography and etching steps.

5.2.2 Electrical characterization

All of the herein discussed transport measurements were performed on the custom-made
multifunctional bench (BMF) assembled and automatized by M. Bowen, U. Halisdemir,
and co-workers. A detailed description of the setup and its specific capabilities can be
found by an interested reader in the Ph.D. manuscript of U. Halisdemir [22]. Neverthe-
less, the electrical measurement equipment needs to be specified for the coherence of the
discussion about the experimental results. A Keithley 2636 Sourcemeter was used in a 4-
point probe measurement mode (4pts) [87]. This mode is more sensitive than the standard
2-point probe mode and allows to eliminate of the current drop measurement along the
connection lines and the electrodes material. Electrons (holes) are tunneling from the bot-
tom (top) electrode to the top (bottom) one since V– and I– are connected to the bottom,
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and V+ and I+ to the top, electrodes. Measurements of a calibrated 50kΩ commercial re-
sistance have shown that the maximum current (voltage) offset is 500pA (0.1mV), which
very good for the investigation of the [nA – μA] current range.

5.2.3 Comparing CoFeB and FeB MTJs

Since in this study we intend to compare and refine the defect-mediated transport prop-
erties of the previously reported [10–12, 22, 88] stack A and its slightly modified version
stack B we begin by comparing their basic magnetotransport properties. In this section, we
discuss the transport modification brought by altering the material of the top ferromagnetic
electrode CoFeB↔ FeB in the same MTJ structure. Referring to Figure 5.4, the current-
voltage (IV) behavior at low T = 20K temperature in both P and magnetic configurations
is presented for both MTJ’s stacks A (Figure 5.4.a) and B (Figure 5.4.b) in the same exact
current and voltage ranges. Replacing the top CoFeB electrode by FeB (MTJ Processing
performed by F. Schleicher)yields to a flatter profile of IV of the latter case. This effect
originates from the change in the symmetries available at the Fermi level and participating
in transport. It was shown that the composition of the electrodes alloy is prone to alter its
polarization and the resulting magnetoresistance response [89]. Removing Co atoms from
the top electrodes layer provokes an additional majority conduction channels from Δ2′

and Δ5 symmetries [46], see Figure 5.5. This latter effect reduces the P/AP conductances
asymmetry, and hence provokes a TMR reduction.

Figure 5.4: Magnetotransport IV comparison between the CoFeB and FeB MTJs. (a)
and (b) share the same overall behavior, yet in the FeB case the IVs in both P
and AP are flatter. This originates from the additionalΔ2′ andΔ5 symmetries-
based transport in the spin-up channel when CoFeB is replaced by FeB [46],
see Figure 5.5 and ref [89] for alloys concentration magnetoresistance compar-
ative studies.

The other key effect of removing Co from one or both electrode’s alloys is the chemical
potential of the resulting structure, as it strongly affects the magnetotransport response of
the device. Hence, by altering the alloy’s composition we can tune the Fermi level and
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alter the spintronics, this effect will be discussed on the basis of our experimental datasets
in Section 5.3.

Figure 5.5: Band structure of bcc Fe and Co along the [001] (Γ - H). Solid (dotted) lines
stand for the majority (minority) symmetries resolved band structure of Fe (a)
and Co (b). Δ5 and Δ2′ are present only in the minority bands of Co and at
minority and majority of Fe. This leads to a higher spin-polarization of Co.
Figure taken ref [16].

The direct consequence of the CoFeB → FeB switch can be seen within the TMR-
voltage behavior of the two samples. Since both the band-structure and the Fermi level
of the system are modified the resulting TMR(V) plot will be also different in both cases,
see figure 5.6. At room temperature, both samples exhibit the sample TMR amplitude of
105% in the low bias range (dotted lines).

At low 20K temperature TMR reaches 205% for the CoFeB sample and 160% for the
FeB sample. This discrepancy in TMR amplitudes is completely expected since the the-
oretically investigated epitaxial MgO/FeB interface is expected to less spintronically effi-
cient [27], see Figure 5.5 and its caption. Butler and Zhang have estimated the TMR re-
sponse of 34000% and 5400% in respectively FeCo/MgO(8ML)/FeCo and Fe/MgO(8ML)/Fe,
thereby explaining the decrease of measured TMR between stacks A and B. The differ-
ent slopes of TMR(V) for both structures at 20K are also a product of the altered band-
structure. In conclusion, in both samples transport takes place through tunneling their
spintronic properties aren’t too far apart for a proper comparison of their defect-mediated
transport.
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Figure 5.6: Magnetotransport TMR comparison between stacks A and B. (A)
Stack A: Ta(5)/Co(10)/IrMn(7.5)/CoFeB(4)/MgO(2.5)/CoFeB(3)/Ta(1)/Pt(1).
(B) Stack B: Ta(5)/Co(10)/IrMn(7.5)/CoFeB(4)/MgO(2.5)/FeB(3)/Ta(1)/Pt(1).
Solid (dotted) lines stand for 20K (300K) temperature measurements.
TMRA–LT = 205%,TMRB–LT = 160%,TMRA–B–RT = 105%, with LT
= 20K and RT = 300K.

5.2.4 Î technique: Effective barrier heights

The defects species within the dielectric material of MTJs generate localized states in its
band-gap, this results in the emergence of additional lower barrier heights. For instance, in
the case of MgOwhose band-gap is around 7.8eV and the pure barrier heightΦMgO is esti-
mated to be around 3.9eV [90] are never observed experimentally. The transport evaluation
of MgO-based tunneling MTJs with unavoidably present defects reports sub 1eV effective
barriers heights [10,11,47]. From a transport perspective, the localized states increase the
overall device’s current by lowering the effective barrier height felt perceived by tunneling
charge carriers. Localized states mediated tunneling can be both elastic when electrons are
directly tunneling through the states into the counter electrode without losing their energy
or inelastic when electrons interact with the dielectric material and lose energy. Exploring
the barrier heights perceived by incident charge carriers (electrons and holes) can give an
insight into the potential landscape and the species of impurities present within the dielec-
tric material. Brinkman’s [18] and Simmon’s [17] formulas are well known in the field
of spintronics and are suitable only for perfect barrier steps and give only the averaged
barrier height. Montaigne et al. [91] showed that the energetic sharpness of the interface
must also be taken into account, even though this parameter is absent in the Brinkman and
Simmons models.
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To avoid the pitfalls of these phenomenological models [17, 18], we resort to a more
physical approach. The formalism brought by Rottlander et al. [86] was further refined by
my group members to extract the barrier heights frommagnetotransport measurement [10].
The main principle of this spectroscopic technique consists of comparing the effect of ad-
ditional thermal energy on the device’s current at different bias-voltage values. Therefore,
the IVs protocols are compared between two temperatures, T2 > T1 withΔT = T2 – T1.
Thermal energy is used as a fine probing tool where ΔT defines the spectroscopic resolu-
tion. This so-called Î or Irel protocol is described by the following formula:

Î = (
I(V,T2)

I(V,T1)
– 1) ∗ 100 (5.1)

If at a given bias-voltage a defect state is within the vicinity of ±kBΔT then additional
current will flow through the barrier, the IV curve will change its slope. A peak in the Î(V)
plot corresponds to the 1.2 times the barrier height Φ [86] and therefore correlates with the
position of the defect states. The schematic description of the Î technique is represented in
Figure 5.7.

Figure 5.7: Schematic representation of the Î technique. (a) Linear potential drop across
the junction under an applied bias-voltage V. φDefect (φMgO) stands respec-
tively for the barrier height of the localized defect (MgO dielectric). Current
increases when the barrier is within ±kBT of the Fermi level EF of the inject-
ing electrode. (b) IV slopes change sooner at T2 (V2 > V1) than at T1. Here
we compare the bias-dependence of a thermally activated (ΔT) process. (c)
The peak in Î(V) corresponds to a thermally activated transport feature present
in the barrier’s potential landscape, that we logically attribute to defect states.
Figure reworked from ref [22].

This technique was extensively applied to investigate the potential landscape of sput-
tered textured MgO-based MTJs due to oxygen vacancies [10, 11]. Furthermore, it can be
applied to other tunneling spintronics systems to explore the eventual impurities present
within their dielectric barriers. In the next section, we first apply the Î technique for both
device’s structures. Afterward, we introduce TMRrel method that enables us to increase
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the signal-to-noise ratio and confidently extract the barrier heights. And at last, ab-initio
calculations serve to explicitly confirm the Fermi level shift between the two systems. This
enabled us to reattribute the barrier heights and conclude that, in these samples, defect-
mediated transport is ensured by holes rather than electrons.

5.3 Mapping oxygen vacancies in MgO-based MTJs

In this section, we compare the Î(V) data for samples with a CoFeB and FeB top elec-
trode. The comparison takes place at low temperature with T1 = 23K (21K), T2 = 45K
(42K) and ΔT = 22K (21K) respectively for CoFeB (FeB) sample. The temperature step
ΔT defines the resolution of the thermal probing and is proportional to the signal of Î, yet
a too high value ofΔT would average the different thermally activated processes and isn’t
suited in this study. Mapping the MTJ’s barrier heights consists in extracting the peaks
positions of Î for T2 and T1, T3 and T2, . . . , TN+1 and TN in the 20-300K temperature
range. Referring to Figure 5.8.a, we overlay the IP current at the two temperatures with
the resulting ÎP plot for the CoFeB sample. One can see that both currents are indistin-
guishable at this scale, yet the resulting ÎP clearly has two peaks centered around ±1V.
The high amplitude in the vicinity of zero bias is due to the thermal activation of inelastic
processes relating to the zero-bias anomaly.

Figure 5.8: ÎP technique applied for IP at low temperature. Black, red, and blue stand
for IP at T ≈ 23K, IP at T ≈ 45K, and the resulting ÎP with ΔT ≈ 22K.
(a) Stack A: CoFeB. The two ÎP peaks centered around ± 1V corresponds
to a thermally activated additional transport features. The position of these
peaks is proportional to the position of a defect generated barrier height. (b)
The same measurements were performed on the stack B: FeB. The ÎP curve is
noisier above (below) +1V (-1V). ÎP strictly increases from the dips at +0.5V
(-0.5V) towards higher (lower) values, we can envision that they are centered
around the ± 1.6V marks which are more pronounced in TMRrel behavior, see
Figures 5.9 and Figure 5.10.

Figure 5.8.b depicts the same measurements performed on the FeB sample. In this case,
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the ÎP curve is noisier and less pronounced above (below) +1V (-1V) bias values. Nev-
ertheless, we see that ÎP strictly increases from the dips at +0.5V (-0.5V) towards higher
(lower) values and caps at below -1.3V and above +1.5V. According to the more pro-
nounced thermally addressed features in TMRrel we estimate the ÎP peaks to be centered
around ±1.6, see Figure 5.9 and following discussion. Measuring this device at higher
bias values repeatedly led to more noise and irreproducibility. In both cases the ÎP signal’s
amplitude range in the 0.2 – 0.4% range with more noise in the FeB sample. Additionally,
the amplitude of the ÎP signal drastically increases at high T values which limits the proper
LT and RT comparison of peak positions. The peak position is determined in a rather in-
accurate manner, ΔVΦ = ±0.2V, since the full width at half maximum (FWHM) is very
large in these measured Î peaks. Here we presented only the ÎP dataset, the ÎAP dataset not
presented here is characterized by the same features (peaks) with comparable amplitudes
of the signal.

5.3.1 Thermal addressing of oxygen-vacancies

The same method can be applied for the TMR signal of the device, leading to the
TMRrel protocol described by the following formula:

TMRrel = (
TMR(V,T2)

TMR(V,T1)
– 1) ∗ 100 (5.2)

This approach consists in comparing the bias-voltage behavior of the device’s TMR re-
sponse between two temperatures T1 and T2 in search of thermally activated processes.
TMRrel enables to circumvent the few limitations of Î and gives rise to higher ampli-
tudes and more pronounced signals. These effects are depicted in figure 22.a in the case
of a FeCoB top electrode. Both TMR signals at 23K and 45K are very similar in their
shape and their resulting TMRrel clearly illustrated two pronounced dips centered around
±1.2V. Both the amplitude and the precision (FWHM) are sharper in the case of TMRrel
in comparison with the Î method. This result implies that the thermally activated defect
mediated transport is detrimental for spin-polarized transport, since the TMRrel dips lead
to a decrease in the TMR signal. Switching the top electrode from FeCoB to FeB leads
to a broader TMRrel decrease, such that the peak now lies at least at 1.6eV, i.e. at the
edge of our measurement range (NB: attempts to increase bias to witness the peak were
unsuccessful due to the resulting junction instability).

Applying the TMRrel protocol (ΔT ≈ 20K) for the full available temperature range
[20K- 300K] gives rise to a multitude of TMRrel(V) graphs for each ΔT increment. An
intuitive way to represent this experimental dataset is to use a 3Dmap with an x-axis for
the temperature, y-axis for the bias-voltage, and z-axis for the amplitude of the TMRrel
signal. Referring to Figure 5.10.a, the TMRrel map acquired on the CoFeB sample is
represented. The color scale corresponds to the z-axis and the TMRrel amplitude of the
measurements. The first strip of this TMRrel map is the TMRrel graph represented in
Figure 5.9.a. Consequently, the TMRrel dips of Figure 5.9.a correspond here to the purple,
blue and green colors. One can see that there are two main features, the first at ±1.2V in
the 20K-80K temperature range and the second thicker one at ±0.7V in the 130K-300K
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Figure 5.9: TMRrel technique applied at low temperature. Black, red and blue stand
for TMR at T ≈ 23K, TMR at T ≈ 45K and the resulting TMRrel with ΔT ≈
22K. (a) Stack A: CoFeB. TMRrel presents two sharp pronounced deeps cen-
tered around ± 1.2V. (b) Stack B: FeB. The TMRreldeeps move to higher bias-
voltage values, seem to be centered around ± 1.6V. See Figure 24 for more
details.

temperature range. And a switchover between these two features is observable at 80K-
130K. This observation implies that there are at least two defect species at ±1.2V and
±0.7V that dominantly contribute to transport at two different temperature ranges. A more
careful analysis of the high-temperature range backed up by ab-initio calculations (see
Figure 5.11) indicates that it is composed out of two elements at ±0.7V and ±0.4V. The
latter feature is limited to the T > 250K temperatures. Overall, the TMRrel map’s major
features are symmetric in bias-voltage. Furthermore, we associate the ±1.2, ±0.7V and
±0.4V features to respectivelyM1, F andM2 oxygen vacancies states (See Figure 5.11 for
the detailed description).

The sameTMRrel protocol performed on the FeB sample is represented in Figure 5.10.b.
It is characterized by the same temperature dependence of the three main features as the
CoFeB dataset, but in the FeB sample, they are shifted by 0.45V towards higher bias-
voltages. To better understand the origin of this voltage shift, we performed a set of cal-
culations demonstrating that the ΔV shift takes its roots in the shift of the Fermi level of
the whole sample’s structure and consequently the shift of the oxygen vacancies positions
in respect with the CoFeB case. The calculation of the central MgO’s layer DOS in pres-
ence of F, M1, and M2 states was performed on the VASP code within the generalized
gradient approximation (GGA). The position of the defect stats with respect to the Fermi
level was adjusted with the Heyd-Scuseira-Ernzerhof (HSE03) method [92]. In this study,
the MgO’s DOS in presence of oxygen vacancies was compared for different sets of FM
electrodes, namely Fe, CoFe, and Co. Figure 5.11 summarizes the most important results
of this study. Swapping the FM both MTJ’s electrodes from Fe to CoFe and finally to Co
alters the Fermi level of the structure which results in the shift of oxygen vacancies states
(sharp peaks in DOS) within the MgO spacer. From Fe(red) → CoFe(black) all states
(F, M1 and M2) are shifted by 0.25eV, and from Fe(red)→ Co(green) all three states are
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Figure 5.10: Bias and temperature behavior of TMRrel. Temperature and bias-voltage
are along the x and y-axis; the color pallet represents the amplitude (%) of
TMRrel. The solid (dotted) black lines correspond to the dominant presence
(absence) of a feature at a given T range. (a) TMRrel. (ΔT ≈ 20K) map for
the CoFeB sample. Three main thermally activated features are assigned to
oxygen vacancies states M1 [±1.2V; 20K-80K], F [±0.7V; 130K-80K] and
M2 [±0.4V; T > 250K]. (b) The same TMRrel. protocol performed on the
FeB sample. A TMRrel drop at ±1.6V is partially observable whereas the
other two features at ±1.1V and ±0.8V are more pronounced. Both (a) and (b)
share all the three features and have the exact same temperature dependence
with the only difference between the two is a 0.45V bias offset. Figure taken
from ref [14].

shifted by 0.4eV. Consequently, we associate the shift of thermally activated transport fea-
tures which are basically defected states mediated transport manifestations with the shift
of the structure’s Fermi level between the CoFeB and FeB top electrode MTJs.

5.3.2 Redefined tunneling potential landscape

In conclusion single (F) and double (M) oxygen vacancies can be confidently attributed
to the thermally activated features observed in the TMRrel maps. Furthermore, the com-
parison between CoFeB and FeB samples both experimentally and theoretically indicates
that the shift of the defects profile (Figure 5.10) originates from the Fermi level shift.
The slight quantitative discrepancy between the theoretically predicted 0.25eV and the ex-
perimentally observed 0.45eV are to be considered within the experimental uncertainty (at
least ±0.05eV). Furthermore, we conclude that since it is occupied states that participate in
the potential landscape, this implies that transport mediated by oxygen vacancies in these
sputtered MgO-based MTJs is ensured by holes and not electrons. This idea originates
from the fact that all three states F, M1, and M2 shift in the same direction when CoFeB
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Figure 5.11: Shifting MgO’s density of state by altering its surrounding fer-

romagnetic electrodes. Central MgO’s DOS calculated for on
a FM(001)/MgO(001)[7ML]/FM(001) structure, where FM is Fe(red),
CoFe(black) and Co(green). In (a) and (b), F,M1 andM2 states are all shifted
by 0.25eV for the Fe/CoFe replacement and by 0.4eV for the Fe/Co replace-
ment. Figure taken from ref [14].

is replaced by FeB. This means that all three states lie from the same side of the Fermi
level, and more precisely below it. This is all confirmed by the ab-inition calculations of
Figure 5.11. This observation rewrites the commonly accepted picture of solely electron
tunneling in commonplace MgO-based MTJs. The temperature-dependent potential land-
scape previously described [10] can be now revisited, and its schematic is represented in
Figure 5.12. The black lines and the degraded gray color correspond to the central po-
sition and the respective spectral electronic resolution of the localized states taken from
Figure 5.10. As we’ve seen before, each oxygen vacancy state is dominantly participating
in transport only at a given temperature region. This effect is represented by filled/empty
circles and their respective temperature ranges. All three states are found below the Fermi
levels which are represented in green, black, and red dotted lines for the sets of electrode
materials.

In conclusion, by thermally probing the bias dependence of the device’s magnetotrans-
port response we were able to determine the effective barrier heights felt by the tunneling
charge carriers. Combining this study with an ab-initio theory we are able to assign each of
these barrier heights to a specific specie of oxygen vacancies, namely M1,M2, and F/F+

centers. The position and the electronic profile of these "additional" states close to the
center of dielectric’s band-gap are at the origin of the lower than expected TMR signals
reported in the literature [13, 31, 40]. In the next section, we will demonstrate how the
electronic portrait of oxygen vacancies in the MTJ’s MgO-spacer can be used to optically
address these devices and alter their spintronic properties, and in the process provide in-
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Figure 5.12: Potential landscape of MTJ’s MgO band-gap. Schematic representation
of oxygen vacancies states energy profile within the direct band-gap of MgO
(7.8eV). All threeM2, F andM1 states lie below the Fermi level for Fe, FeCo
and Co electrodes. Each state is characterized by its dominant or secondary
involvement into transport at given temperature ranges. Figure taken from
ref [14].

operando insight into the nanotransport path they embody for the MTJ.

5.4 Addressing the nanotransport path in MgO

spintronics using light

The optical activity of MgO crystals was vastly investigated in previous years, and
the presence of optically active oxygen vacancies was defiantly demonstrated in several
works [93–96]. The main motivation of this research project was to demonstrate that these
optical mechanisms described in the literature on MgO crystals can serve to tune the spin-
tronic properties of commonly used MgO-based MTJs, and in the process gain further
insight into the device’s actual nanotransport path. The main limitation of this concept is
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that by shining a light on the MTJ it can increase its temperature by absorption. We note
here that the generation of spontaneous thermovoltages within the device by addressing
the MTJs surface with a focalized laser beam was recently demonstrated [97]. Moreover,
the optically addressing of MTJs generated simultaneously two effects: i) it increases the
device’s temperature which in-turn alters the oxygen vacancy-driven transport as discussed
in the previous Section 5.3, ii) it also promotes ’additional’ populated oxygen vacancies
states according to the Franck-Condon principle, which electronically alters the poten-
tial landscape and affects the tunneling scheme of the device. These effects can together
modify its spintronic response. To separate the trivial thermal features from the optically
activated electronic To separate the trivial thermal features from the optically activated
electronic features, we inspected a relatively simple concept, which consists of comparing
the device’s pure thermal addressing with the optical one containing both possible thermal
and electronic contributions. If shining light on the device doesn’t provoke the exact ther-
mal addressing trends we can conclude that an additional electronic component is involved
and it can be quantified. Referring to Figure 5.13.a, we examined the optical absorption of
a sputtered 50nm MgO crystal as a function of the optical wavelength (energy) at different
temperatures. This study reveals a pronounced absorption peak centered around 3.2eV
with substantial intensity between 3.5eV and 2.9eV, which has been attributed in the lit-
erature [74] to M centers. Note how the absorption strongly increases between 250K and
300K, i.e. in the same temperature range for which we find dominant thermal addressing
of the M2 center in solid-state tunneling (see Figure 5.12). To promote optical absorption
on the M centers of the MTJ’s MgO barrier, we used a standard continuous-wave (CW)
405nm low power (70mW) laser source. The laser beam is characterized by a Gaussian
profile with a diameter close to 200mum. Considering the 10μm optical opening present
on-top of eachMTJ and the overall device’s diameter (d ≈ 20μm; see Fig. 3.1(d)) the whole
surface was addressed with photons. In Figure 5.13.b we compared the magnetoresistance
response of the MTJ under purely optical (blue) and purely thermal (red) excitations. We
utilize the term ’purely optical’ since during these measurements the device remains at
a given nominal temperature according to the cryostat, even though the laser is prone to
heating the device and altering its temperature. In contrast, ’purely thermal’ means that no
light hit the device, and the temperature was varied from 25K to 100K. As a gauge of the
MTJ’s spintronic performance, we compare its TMR signal as a function of the current in
the parallel configuration (IP), hence, we plot the TMR(IP) dependence in the two cases.
Since both TMR and IP depend on temperature, TMR(IP) as plotted for the ’purely ther-
mal’ and ’purely optical’ experimental scenario should be identical if shining light on the
MTJ generates a heating-only impact on the MTJ’s transport. If both datasets differ, then
shining light must also contain an electronic component relating to the absorption of light
by M centers.

The measurements sequence is performed in the following way. The starting point of
this experiments is at 25K at dark. We acquire 140 measurement points of the device’s
current response in its P and AP configurations at 10mV. We begin by performing the
thermal addressing (red) by incrementally increasing the device’s temperature from 25K
- highest TMR(IP) point to 100K - lowest TMR(IP) point and back to 25K. All of this
is done in the dark and in a 4-wire configuration. Then, while we remain at 25K, we
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Figure 5.13: Optical addressing of M-center mediated tunneling spintronics across

MgO. (a) Absorption spectrum acquired on a 2.5nm thick sputtered MgO,
the 400nm sharp absorption peak is attributed to M centers. (b) Compara-
tive study of a purely thermal (red) and a purely optical (blue) probing of the
device’s TMR(IP) signal at 10mV highlighting the non-trivial heating effect
of probing the MTJ’s structure with photons at 405nm (3.06eV). Follow the
discussion in the main text for more experimental and interpretation details.

address the device with the 405nm beam (blue) by progressively increasing the lasers
power (i.e. photon flux) from 0mW - highest TMR(IP) point to 70mW - lowest TMR(IP)
and back to 0mW. In both thermal and optical cases, we return to the same exact initial
point. Moreover, the sweeps in and out are superimposed within the precision of error bars.
This later observation precludes the presence of any experimental artefacts and implies
that the MTJ’s state doesn’t drift during the measurement, and that we indeed compare the
MTJ in the same state between the two ‘purely optical’ and ‘purely thermal’ scenario. As
a note of mention, the error-bars are defined according to the averaging over the 140 points
acquired at each device’s configuration. In such manner, we are able to compare the purely
thermal and a purely optical addressing. We observe an evident discrepancy between the
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two behaviors: an electronic term is present in the device’s response when it is shined
upon with light. In other words, reducing the current IP by the same proportion with
temperature and light, the resulting TMR amplitude in these conditions isn’t the same.
Basically, we’ve confirmed that shining light on the MTJ doesn’t only heat the device
leading to a trivial thermal effect, but also generates an additional electronic modification
to the tunneling potential landscape. At a given IP amplitude generated using these two
scenarios, we find that TMR is higher when M centers are absorbing light. This may be
understood as a natural consequence of the role that M centers play in driving spintronic
performance. Indeed, as described in Section 3.3, in the MTJ’s P magnetic state, M centers
promote a large conduction channel forΔ1 states that are highly spin-polarized atEF in the
MTJ’s FeCoB electrodes. This isn’t the case in the MTJ’s AP state, for which transport is
dominated by theΔ5 symmetry. Given that TMR = Ip/Iap –1, it is natural that increasing
Δ1 conduction by generating photocarriers onto M centers will increase TMR, as observed
experimentally.

5.5 Summary and perspectives

Since sputtered MgO-based magnetic tunnel junctions (MTJs) dominate the commercial
market of spintronic devices, we oriented our research interests towards a refined under-
standing of their spintronic performance. The quality of the dielectric spacer (MgO) is
essential for the spin and symmetry filtering and consequently to the tunneling magnetore-
sistance (TMR) effect observed in such devices. Oxygen vacancies are the most common
defect species in the MgO material and therefore are the main agents altering its electronic
properties. To better understand the current picture of defect mediated transport in such
devices we’ve used an experimental spectroscopic technique, Irel (or Î), which allows to
thermally probe the magnetotransport response of an MTJ device. In combination with
ab-initio theory, this technique can give a mindful insight into the energy profile of the
dielectric barrier’s potential step, thus, to identify the localized oxygen vacancies states.
In the first part of this chapter we have described the main origins of the TMR effect in
epitaxial and sputtered MTJs. This step was necessary for the proper introduction of local-
ized states within the dielectric spacer and their effects on transport, which was done in the
second part. The last part of this chapter was devoted to the investigation of thermally acti-
vated transport features observed in both Irel and TMRrel spectra in two slightly different
spintronic systems. Comparing the magnetoresponse response of two similar MTJs struc-
tures, namely a CoFeB/MgO/CoFeB and CoFeB/MgO/FeB, we’ve been able to clarify the
energy position of the localized oxygen vacancies states therein involved. The shift of the
Fermi level between the two systems is demonstrated by ab-initio theory [14]. Parallelly,
the footprint of a unidirectional shift of all features in TMRrel datasets indicates that sin-
gle and double oxygen vacancies (F andM1 &M2) states lie on the same side of the Fermi
level, contrary to the group’s previous interpretation [10]. Ab-initio theory quantitatively
attributes these features to the ground state of single and double oxygen vacancies, i.e. to
occupied states. This result evidences that: i) oxygen vacancies participate in the transport
of MgO-based MTJs by hole tunneling, ii) oxygen vacancies are lowering the ideal MgO’s

54



5.5 Summary and perspectives

barrier height and thus the RA product, thereby generating a higher current flow through
the device. This last property points towards the intriguing combination of low RA prod-
ucts and high relatively high TMR signals in MgO-based spin-transfer-torque (STT) de-
vices which are famously known for their MRAM applications. Moreover, in Section 5.4
we’ve addressed the nanotransport path in MgO spintronics using light. Comparing the
’purely thermal’ and the ’purely optical’ addressing of the MTJ, we demonstrated that M
centers are driving the device’s spintronic response, and that this response can be altered,
indeed increased relative to a heating scenario when these M centers absorb photons. This
factual proof that light can electronically alter the MTJ’s nanotransport path will help us re-
visit the idea [47] of altering the symmetry-conserved channels of solid-state tunneling us-
ing the linear polarization of light. Furthermore,since the optical population/depopulation
of excited states are function of time, the next step of this research would be to probe
the dynamic time and energy dependent light generated effects arising MgO-based MTJs.
Several key steps were performed during this thesis project towards such experiments. For
instance we’ve managed to add a tunable pulsed light source to the current setup and per-
form few reference tests. A tunable pulsed 2 light source in combination with an ultra-fast
(Ghz range) Keithley could enable the development of a dynamic-spectroscopic technique
probing the defects species involved in the spin-polarized tunneling schemes of MTJs.

Traduction en Français:

Résumé et perspectives

Puisque les jonctions tunnel magnétiques (MTJ) à base de MgO pulvérisées dominent
le marché commercial des dispositifs spintroniques, nous avons orienté nos intérêts de
recherche vers une compréhension affinée de leurs performances spintroniques. La qualité
de l’entretoise diélectrique (MgO) est essentielle pour le filtrage de spin et de symétrie
et par conséquent pour l’effet de magnétorésistance tunnel (TMR) observé dans de tels
dispositifs. Les lacunes en oxygène sont les espèces de défauts les plus courantes dans le
matériau MgO et sont donc les principaux agents modifiant ses propriétés électroniques.
Pour mieux comprendre l’image actuelle du transport par défaut dans de tels dispositifs,
nous avons utilisé une technique spectroscopique expérimentale, Irel (ou I^), qui permet
de sonder thermiquement la réponse de magnétotransport d’un dispositif MTJ. En combi-
naison avec la théorie ab-initio, cette technique peut donner un aperçu conscient du profil
énergétique de l’étape de potentiel de la barrière diélectrique, ainsi, pour identifier les états
de lacunes d’oxygène localisées. Dans la première partie de ce chapitre, nous avons décrit
les principales origines de l’effet TMR dans les MTJ épitaxiales et pulvérisées. Cette étape
était nécessaire pour la bonne introduction des états localisés dans l’entretoise diélectrique
et leurs effets sur le transport, ce qui a été fait dans la seconde partie. La dernière partie
de ce chapitre était consacrée à l’étude des caractéristiques de transport thermiquement
activées observées dans les spectres Irel et TMRrel dans deux systèmes spintroniques
légèrement différents. En comparant la réponse de magnétoréponse de deux structures
MTJ similaires, à savoir un CoFeB / MgO / CoFeB et CoFeB / MgO / FeB, nous avons
pu clarifier la position énergétique des états de lacunes d’oxygène localisés impliqués. Le
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décalage du niveau de Fermi entre les deux systèmes est démontré par la théorie ab-initio
[14]. Parallèlement, l’empreinte d’un décalage unidirectionnel de toutes les entités dans
les ensembles de données TMRrel indique que les états des lacunes d’oxygène simples
et doubles (F et M1 M2) se situent du même côté du niveau de Fermi, contrairement à
l’interprétation précédente du groupe [10] . La théorie ab-initio attribue quantitativement
ces caractéristiques à l’état fondamental des lacunes d’oxygène simples et doubles, c’est-
à-dire aux états occupés. Ce résultat montre que: i) les lacunes d’oxygène participent au
transport des MTJ à base de MgO par tunneling, ii) les lacunes d’oxygène abaissent les
MgO idéaux la hauteur de la barrière et donc le produit RA, générant ainsi un flux de
courant plus élevé dans l’appareil. Cette dernière propriété pointe vers la combinaison in-
trigante de produits à faible RA et de signaux TMR relativement élevés dans les dispositifs
à couple de transfert de spin (STT) à base de MgO qui sont connus pour leurs applications
MRAM. De plus, dans la section 4.4, nous avons abordé le chemin du nanotransport dans
la spintronique MgO utilisant la lumière. En comparant l’adressage “ purement thermique
” et “ purement optique ” du MTJ, nous avons démontré que les centres M pilotent la
réponse spintronique de l’appareil, et que cette réponse peut être altérée, voire augmentée
par rapport à un scénario d’échauffement lorsque ces centres M absorbent des photons .
Cette preuve factuelle que la lumière peut modifier électroniquement le chemin du nan-
otransport du MTJ nous aidera à revoir l’idée [47] de modifier les canaux conservés par
symétrie du tunnel à semi-conducteurs en utilisant la polarisation linéaire de la lumière.
De plus, étant donné que la population / dépeuplement optique des états excités est fonc-
tion du temps, la prochaine étape de cette recherche serait de sonder le temps dynamique et
les effets générés par la lumière dépendant de l’énergie résultant des MTJ à base de MgO.
Plusieurs étapes clés ont été réalisées au cours de ce projet de thèse vers de telles expéri-
ences. Par exemple, nous avons réussi à ajouter une source de lumière pulsée réglable à
la configuration actuelle et à effectuer quelques tests de référence. Une source de lumière
pulsée accordable 2 en combinaison avec un Keithley ultra-rapide (gamme Ghz) pour-
rait permettre le développement d’une technique spectroscopique dynamique sondant les
espèces de défauts impliquées dans les schémas tunnel polarisés en spin des MTJ.
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Chapter 6

Power Generating Spintronics

Spintronics is usually strictly associated with the field of information storage since it’s
most known for applications in HDD read-heads and modern MRAM devices. In this
research work, we investigate how spintronics can promote energy generation. This will
be done through a careful analytical and experimental examination of a conceptual spin-
tronic “spin-engine” embedded within a magnetic tunnel junction and capable of generat-
ing power by harvesting thermal energy. Developing novel energy harvesting techniques
has a high impact factor since our society’s well-being relies on the generation of re-
newable and clean energy. According to the Cambridge English dictionary, the term to
“harvest” is associated with an action of collecting crops, information or any other type
of goods at either no or a very small cost. At first glance harvesting energy from the sur-
rounding medium seems to challenge the rules of thermodynamics and especially its 2nd

law. This law dictates that the entropy or the number of microscopic configurations of
an isolated system can never decrease with time. In other words, the entropy of a system
can only remain the same or increase. Consequently, completely free energy doesn’t exist,
but workarounds are possible since renewable sources exist. Geothermal, solar, gravi-
tational and many other energies can be harvested i.e. converted into useful electrical
power. In 1867 J.C. Maxwell mostly known for the classical electromagnetic radiation
laws, imagined an entity, the “Maxwell’s Demon” (MD), capable of challenging the 2nd

law of thermodynamics by locally generating a negative entropy. Its basic operation con-
sists in controlling a gate between two gas reservoirs initially at the same temperature.
Since the demon knows about the position and speed of each individual particle, he can
sort the slow/fast particles between the two reservoirs by a well-timed opening and closing
of the gate. Separating the particles into slow-moving and fast-moving moieties is equiva-
lent to reducing the entropy of the system, hence, to generate energy for free. The field of
quantum thermodynamics describes how thermodynamics laws are applicable in quantum
mechanical systems. Recent advancements in this field have shown that the second law of
thermodynamics can be violated only locally, giving in such way rise to a local negative
entropy. Laundauer’s principle [98] completes the initial MD operation scheme. It implies
that the MD’s entropy increases while the systems entropy decreases. It happens since the
MD’s operation dissipates heat through a memory erasure cycle required to avoid memory
shortage. In the last decade multiple works reported about the realizations of MD harvest-
ing energy in quantum systems both experimentally and theoretically [99–102, 102–108].
In our work we focus on a category of such energy-generating devices that utilize the mag-
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netic and spin degree of freedom within spintronic device to harvest thermal energy from
the surrounding medium. The key ingredients required for such an effect to take place are
the following: i) A chain of discrete energy and spin states forming a specific energy pro-
file within the dielectric layer. In our experiment we attribute the appearance of these states
to oxygen vacancies within MgO [82] that capture diffused carbon atoms [109], thereby
forming paramagenetic centers in the barrier with energy states whose spin splitting is
lower than kBT, ii) A spintronic selector on each side of these paramagnetic centers. In
our case its role is fulfilled by spinterface [110]. This effect arises from the interfacial
mixture of spin states between the ferromagnetic electrode and the dielectric layers (see
Section Section 9.6.1). The spintronic-selectors fulfill two key roles. Firstly they pro-
tect and preserve the central discrete energy and spin states from thermal smearing by the
many degenerate states of the electrodes. And secondly, they are needed to efficiently alter
the symmetry/asymmetry of the device’s energy profile [100, 105]. If the system’s en-
ergy profile is symmetric, charges carrier from left and right spintronic-selectors have the
same spontaneous tunneling rates (Γleft = Γright) onto the central discrete energy and spin
states. In that case, the net spontaneous current in this symmetric system would be equal to
zero, and this would preclude any energy harvesting prospect. Introducing an asymmetry
into the system results in altering the spontaneous tunneling rates (Γleft , Γright). When
this property is coupled to a chain of discrete energy and spin states within the dielectric
layer,thermal fluctuations and hence spin fluctuations can be rectified and transformed into
a spontaneous voltage across the device [100, 105]. This spontaneous voltage is propor-
tional to the splitting of central discrete states and leads to a spontaneous current flowing
across the device [102]. The thermal fluctuation and therefore spin fluctuations on the
central discrete states are rectified by asymmetrical spintronic rectifiers. This generates an
imbalanced current flow in a preferential direction defined by the asymmetrical energy and
spin profile of the device. This is the basic operation procedure of a spin-engine integrated
within a spintronic device proposed in our recent work [109]. Two pioneering experimen-
tal realizations of such spintronic energy harvesting systems based on spin-asymmetry
along the entire device’s profile have been reported [99, 102]. In both cases, spontaneous
voltages leading to non-zero currents, hence electrical power, were detected at low cryo-
genic temperatures in exotic materials. Concurrently, theoretical and experimental efforts
unveiling the operation of autonomous quantum Maxwell demon were recently demon-
strated [107, 108, 111]. Inspired by these recent advancements and the urgent need to
attract pluri-disciplinary scientific interest to this useful topic, we propose here our model
of a spin-engine capable of harvesting thermal fluctuations in order to generate electrical
power at room-temperature that can be realized in a common-place MgO-based spintronic
devices [109]. This chapter is divided in three main sections. The first section summarizes
and references the most recent theoretical and experimental advancements in the field of
quantum thermodynamics relevant for energy harvesting. In the second section, the an-
alytical model of the energy harvesting spin-engine backed-up by ab-initio calculations
and experiments is carefully examined. The analytical model is tightly related to a large
number of experimental observations, it involves spin-polarized transport across highly
asymmetrical energy and spin profile. The third main section contains two subsections.
Firstly, an experimental dataset acquired on a single MgO-based MTJ generating 0.1nW
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of electrical power at room-temperature will be presented. The simultaneous combination
of a huge TMR signal at RT, and large spontaneous current dependent on the device’s mag-
netic configuration strongly implies that a spintronics-driven electrical power generation
is taking place in the device. Those results are highly reproducible on the same device, ex-
ceed any possible experimental offsets and are supported by both analytical and ab-initio
theories. Secondly, the comparison of the experimental datasets and the spin-engine’s an-
alytical model gives a good qualitative agreement. Taken together, these results suggest
that spinterfaces indeed exhibit a high transport spin polarization not only at low [54], but
also at room temperature in agreement with spectroscopic studies [53]. Furthermore, we
discuss the main ingredients required for a successful realization of such a spin-engine
in spintronic devices. At last, we compare the efficiency of our spin-engine in current
MgO-based MTJs densities with other renewable sources of energy.

Traduction en Français:

Introduction à la spintronique générant de l’énergie

La spintronique est généralement strictement associée au domaine du stockage des in-
formations car elle est surtout connue pour les applications dans les têtes de lecture HDD
et les dispositifs MRAM modernes. Dans ce travail de recherche, nous étudions comment
la spintronique peut promouvoir la production d’énergie. Cela se fera à travers un examen
analytique et expérimental minutieux d’un «spin-moteur» conceptuel spin-tronique inté-
gré dans une jonction tunnel magnétique et capable de générer de l’énergie en récoltant de
l’énergie thermique. Le développement de nouvelles techniques de récupération d’énergie
a un impact important, car le bien-être de notre société repose sur la production d’énergie
renouvelable et propre. Selon le dictionnaire anglais de Cambridge, le terme «moisson»
est associé à une action de collecte de récoltes, d’informations ou de tout autre type de
marchandises à un coût nul ou très faible. À première vue, récolter l’énergie du mi-
lieu environnant semble remettre en cause les règles de la thermodynamique et surtout
sa 2e loi. Cette loi dicte que l’entropie ou le nombre de configurations microscopiques
d’un système isolé ne peut jamais diminuer avec le temps. En d’autres termes, l’entropie
d’un système ne peut que rester la même ou augmenter. Par conséquent, l’énergie totale-
ment gratuite n’existe pas, mais des solutions de contournement sont possibles car des
sources renouvelables existent. Les énergies géothermiques, solaires, gravitationnelles et
bien d’autres peuvent être récupérées, c’est-à-dire converties en énergie électrique utile.
En 1867, J.C. Maxwell surtout connu pour les lois classiques du rayonnement électromag-
nétique, imagina une entité, le «Démon de Maxwell» (MD), capable de contester la 2e
loi de la thermodynamique en générant localement une entropie négative. Son fonction-
nement de base consiste à contrôler une grille entre deux réservoirs de gaz initialement
à la même température. Puisque le démon connaît la position et la vitesse de chaque
particule individuelle, il peut trier les particules lentes / rapides entre les deux réservoirs
par une ouverture et une fermeture bien chronométrées de la porte. Séparer les partic-
ules en fragments à déplacement lent et rapide équivaut à réduire l’entropie du système,
par conséquent, à générer de l’énergie gratuitement. Le domaine de la thermodynamique
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quantique décrit comment les lois de la thermodynamique sont applicables dans les sys-
tèmes de mécanique quantique. Des progrès récents dans ce domaine ont montré que la
deuxième loi de la thermodynamique ne peut être violée que localement, donnant ainsi
lieu à une entropie négative locale. Le principe de Laundauer [98] complète le schéma de
fonctionnement initial du MD. Cela implique que l’entropie du MD augmente tandis que
l’entropie du système diminue. Cela se produit car le fonctionnement du MD dissipe la
chaleur à travers un cycle d’effacement de la mémoire nécessaire pour éviter un manque
de mémoire. Au cours de la dernière décennie, de nombreux travaux ont rendu compte des
réalisations de la MD captant l’énergie dans les systèmes quantiques à la fois expérimen-
talement et théoriquement [99–102, 102–108]. Dans notre travail, nous nous concentrons
sur une catégorie de tels dispositifs générateurs d’énergie qui utilisent le degré de liberté
magnétique et de spin dans le dispositif spintronique pour récolter l’énergie thermique
du milieu environnant. Les ingrédients clés nécessaires pour qu’un tel effet se produise
sont les suivants: i) Une chaîne d’énergie discrète et d’états de spin formant un profil
d’énergie spécifique dans la couche diélectrique. Dans notre expérience, nous attribuons
l’apparition de ces états à des lacunes d’oxygène au sein du MgO [82] qui capturent les
atomes de carbone diffusés [109], formant ainsi des centres paramagénétiques dans la bar-
rière avec des états d’énergie dont la division de spin est inférieure à kBT, ii) A sélecteur
spintronique de chaque côté de ces centres paramagnétiques. Dans notre cas, son rôle est
rempli par spinterface [110].. Cet effet résulte du mélange interfacial d’états de spin entre
l’électrode ferromagnétique et les couches diélectriques (voir section Section 9.6.1). Les
sélecteurs spintroniques remplissent deux rôles clés. Premièrement, ils protègent et préser-
vent l’énergie discrète centrale et les états de spin de frottis thermique par le de nombreux
états dégénérés des électrodes. Et deuxièmement, ils sont nécessaires pour modifier effi-
cacement la symétrie / asymétrie du profil énergétique de l’appareil [100,105]. Si le profil
énergétique du système est symétrique, les porteurs de charges des sélecteurs spintroniques
gauche et droit ont les mêmes taux de tunnel spontané (Γgauche = Γdroite) sur l’énergie
discrète centrale et les états de spin. Dans ce cas, le courant spontané net dans ce système
symétrique serait égal à zéro, ce qui exclurait toute perspective de récupération d’énergie.
L’introduction d’une asymétrie dans le système entraîne une modification des taux de tun-
neling spontanés (Γgauche = Γdroite). Lorsque cette propriété est couplée à une chaîne
d’énergie discrète et d’états de spin à l’intérieur de la couche diélectrique, les fluctuations
thermiques et donc les fluctuations de spin peuvent être redressées et transformées en une
tension spontanée aux bornes du dispositif [100,105]. Cette tension spontanée est propor-
tionnelle à la division des états discrets centraux et conduit à un courant spontané circulant
à travers le dispositif [102]. La fluctuation thermique et donc les fluctuations de spin sur les
états discrets centraux sont rectifiées par des redresseurs spintroniques asymétriques. Ceci
génère un flux de courant équilibré dans une direction préférentielle définie par l’énergie
asymétrique et le profil de spin du dispositif. Il s’agit de la procédure de fonctionnement de
base d’un spin-engine intégré dans un dispositif spintronique proposé dans nos travaux ré-
cents [109]. Deux réalisations expérimentales pionnières de tels systèmes de récupération
d’énergie spintronique basés sur l’asymétrie de spin le long du profil de l’appareil entier
ont été rapportées [99, 102]. Dans les deux cas, des tensions spontanées conduisant à des
courants non nuls, donc de la puissance électrique, ont été détectées à des températures
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cryogéniques basses dans des matériaux exotiques. Parallèlement, des efforts théoriques
et expérimentaux dévoilant le fonctionnement du démon quantique autonome de Maxwell
ont été récemment démontrés [107, 108, 111]. Inspirés par ces avancées récentes et le
besoin urgent d’attirer un intérêt scientifique pluridisciplinaire sur ce sujet utile, nous pro-
posons ici notre modèle de spin-engine capable de capter les fluctuations thermiques afin
de générer une puissance électrique à température ambiante réalisable dans un dispositif
spintronique à base de MgO en lieu commun [109]. Ce chapitre est divisé en trois sections
principales. La première section résume et fait référence aux avancées théoriques et expéri-
mentales les plus récentes dans le domaine de la thermodynamique quantique pertinente
pour la récupération d’énergie. Dans la seconde section, le modèle analytique du mo-
teur de spin à récupération d’énergie, soutenu par des calculs et des expériences ab-initio,
est soigneusement examiné. Le modèle analytique est étroitement lié à un grand nom-
bre d’observations expérimentales, il implique un transport polarisé en spin à travers une
énergie et un profil de spin hautement asymétriques. La troisième section principale con-
tient deux sous-sections. Tout d’abord, un ensemble de données expérimentales acquises
sur un seul MTJ à base de MgO générant 0,1 nW de puissance électrique à température
ambiante sera présenté. La combinaison simultanée d’un énorme signal TMR à RT et
d’un courant spontané important dépendant de la configuration magnétique de l’appareil
implique fortement qu’une génération d’énergie électrique pilotée par la spintronique a
lieu dans l’appareil. Ces résultats sont hautement reproductibles sur le même appareil,
dépassent tous les décalages expérimentaux possibles et sont étayés par des théories ana-
lytiques et ab-initio. Deuxièmement, la comparaison des jeux de données expérimentaux
et du modèle analytique du moteur de spin donne un bon accord qualitatif. Pris ensemble,
ces résultats suggèrent que les spinterfaces présentent en effet une polarisation de spin de
transport élevée non seulement à faible [54], mais aussi à température ambiante en accord
avec les études spectroscopiques [53]. En outre, nous discutons des principaux ingrédients
nécessaires pour une réalisation réussie d’un tel spin-engine dans des dispositifs spintron-
iques. Enfin, nous comparons l’efficacité de notre spin-engine en courant densités de MTJ
à base de MgO avec d’autres sources d’énergie renouvelables.
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Chapter 7

Theoretical Background: Harvesting

Thermal Fluctuations

This section intends to describe several key examples of quantum energy harvesting
systems, both to outline the development of quantum thermodynamics field and to discuss
about their similarities and determine the main ingredients required to harvest energy from
the surrounding medium on the quantum mechanical level.

The most used tools to generate energy are heat-engines, which convert the heat or
thermal energy released from a given chemical reaction into a useful mechanical work.
Thermal energy can also be converted directly into electricity through the well-known
thermoelectric Seebeck effect [112]. Here, two reservoirs (2 terminal geometry) are held
at different temperatures (T2 – T1 = ΔT). Where ΔT consequently generates a ther-
movoltage, hence, a non-zero current at a zero applied voltage. Furthermore, this ef-
fect was experimentally observed in spintronics, thus, a gradient of temperature along a
magnetic tunnel junction gives rise to a tunneling magnetic Seebeck effect (TMS) [113].
Böhnert et al. [114, 115] have experimentally observed the TMS effect in common-place
CoFeB/MgO/CoFeB junction , with an output power Pout ≈ 10pW in a 12.6μm2 device.
The output power is evaluated by sourcing bias-voltage in association with a load resis-
tance. As the main objective of this chapter is to describe the mechanics of converting
thermal fluctuations into useful electrical power, the simple thermovoltage isn’t relevant.
In this respect, Thierschmann et al. [105] have experimentally implemented a proposal by
Sanchez and Buttiker [100] a three terminal energy harvesting system capable of convert-
ing thermal fluctuations into an electric current, which is equivalent to electrical power.
Referring to Figure 7.1.a, the system is composed of three main temperature and electron
reservoirs coupled to two quantum-dots. The left (L) and right (R) reservoirs in blue are
held at the same temperature T, whereas the central (H) reservoir is at a higher temper-
ature T+ ΔT. The two QDs, QGC and QDG (yellow islands), are capacitively coupled
(yellow wave): charge and energy can be exchanged between H and QDG whereas QDC
is tunnel-coupled to the cold blue reservoirs L and R.

Harvesting thermal fluctuations, namely converting ΔT into an electric current (J) is
done in the following way. Referring to Figure 7.1.b, starting in (1) a low energy charge
carrier is located in the left cold reservoir, then it can spontaneously tunnel with a given
probability ΓL0 to the central QDC. Afterwards, in (2) a hot charge carrier can spon-
taneously tunnel onto the central QDG with a probability ΓH1. Since the two QDs are
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Chapter 7 Theoretical Background: Harvesting Thermal Fluctuations

Figure 7.1: Energy harvesting system and its operation schematics. (a) Three terminal
device converting thermal fluctuation into electrical current. Two reservoirs,
left (L) and right (R) of a cold system in blue at a temperature T, a third cen-
tral (H) hot reservoir in red at a temperature T + ΔT. Two central yellow
islands correspond to two capacitively coupled (yellow-wave) quantum-dots
QDG and QDC. The additional thermal energy ΔT in the H reservoir can be
converted into an electric current, red arrow from L into R. See description in
the text. (b) Energy harvesting four-step cycle. 1) Spontaneous tunneling ΓL0
of L reservoir charge carrier to the central QDC. 2) Spontaneous tunneling
ΓH1 of L reservoir charge carrier to the central QDG. 3) U energy exchange
between QDC and QDG, the cold charge carrier increases in energy. 4) The
QDG charge carrier relaxes since it gave its energy in (3) and spontaneously
tunnels back to the hot reservoir at a rate ΓH0. The excited charge carrier from
QDC spontaneously tunnels (rate of ΓR1) to the R reservoir. The sequence of
these four operations describes the thermal-fluctuations conversion into elec-
trical current from L into R. See description in the text for the operation con-
ditions. Figures taken from ref [105].

capacitively coupled, they can exchange thermal energy by packets (U). From 3 to 4, the
hot charge carrier in QDG transfers its energy to the cold charge carrier in QDC .This is
followed by the spontaneous tunneling ΓR1 and ΓH0. As one can see, if the system is
perfectly symmetric the current or energy flow will be the same in both directions, namely
in (3) ΓR1 has the same probability as ΓL1 resulting in a zero-net current. If an asymme-
try coefficient is introduced within the system, specifically in the tunneling probabilities
between L, QDC and R elements, a directed current flow, hence, energy is generated by
the T + ΔT reservoir. Breaking the symmetry of this system is done by crafting a tun-
neling imbalance between L and QDC and R and QDC. It is performed by a proper
modification of the tunneling barriers perceived by the charge carriers in L and R reser-
voirs. This process is depicted in Figure 7.2. In panel (a), the barrier between L and QDC
is increased and therefore charge carriers are less prone to take the dotted path ΓL0ΓR1
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than the solid ΓL1ΓR0 path. In this case the asymmetry of the system can be expressed as:
Λ = (ΓL0ΓR1–ΓL1ΓR0)/(ΓL0+ΓR0)(ΓR0+ΓR1). Altering the sign of the asymmetry Λ
results in altering the effective thermal fluctuations generated along the current path J, see
Figure 7.2.a-b. The current sign linearly depends on J in the following way: ITF = eΛJ/U.
From this formula it is clear that in a symmetric system the thermal-fluctuation generated
current ITF is equal to zero. ITF is negative(positive) if Λ is also negative(positive).

Figure 7.2: Directing harvested-energy flow. Introducing tunneling asymmetry Λ within
the system allows to direct the thermally generated energy flow, hence, directs
the current flow. (a) and (b) a negative asymmetry Λ < 0 and a positive asym-
metry Λ > 0 give rise to different directions of current flow (solid arrow).
Figure taken from ref [105].

To summarize, Thierschmann et al. [105] have experimentally demonstrated that intro-
ducing an asymmetry component enables the efficient harvesting of thermal fluctuations
and their conversion into a directed current flow. As a note of mention, the authors have
used bias-voltage on gates separating L and R reservoirs from QDC to actively tune the
barrier height felt by tunneling charge carriers. Hence, the system can be considered as a
nonautonomous Maxwell’s demon realization.

The recent rising interest towards quantum thermodynamics has given birth to multiple
experimental and theoretical realizations of similar energy harvesting systems. Koski el
al. [104] demonstrated the operation an autonomous Maxwell’s demon system converting
information (and not heat as in the case of Thierschmann et al. [105] into useful energy,
and by that lowering locally the entropy of the system. Consequently, the temperature of
the system decreases, and the demon becomes hotter,dissipating extracted heat. In this
case, the asymmetry or that is to say the direction of the current is set by bias-voltage. A
very similar effect of thermoelectric energy harvesting with quantum dots was theoretically
predicted by Sothmann et al. [103]. Furthermore, this review article describes the role of
the spin degree of freedom in heat engines harvesting thermal fluctuations. Recently, mul-
tiple other reports investigated the subject of harvesting thermal fluctuation by means of
coupled quantum dots [101, 108, 111, 116, 117]. The efficiency of the thermal energy to
electron flow was extensively discussed by Sanchez and Büttiker [100] almost a decade
ago. The quantum system therein investigated is similar to the three terminal energy har-
vesting system recently presented by Thierschmann et al. [105] and is composed of cold
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Chapter 7 Theoretical Background: Harvesting Thermal Fluctuations

reservoirs (TS) coupled by a conductive quantum dots in their turn capacitively couple to a
QD of a hot reservoir. The heat to energy conversion mechanism is the same as described
above and takes place by quantized packets from the hot reservoir (Tg) to the cold reservoir
(Ts) one generating an imbalanced current flow (I), as represented in Figure 7.3. The au-
thors have demonstrated that the maximum efficiency of heat to work conversion (Carnot
efficiency [100]) is proportional to the tunneling asymmetry of the system. Interestingly,
introducing additional conductive quantum dots, as represented in Figure 7.3, results in an
increased efficiency by allowing only the “proper” transitions. In this case, the outer QDs
act as energy-selectors by enabling only resonant tunneling between the left-lead/central
QD and central QD/right-lead. The energy-selectors ban the direct transition from left to
right lead by a single double state central QD.

Figure 7.3: Energy rectification – efficient heat to energy conversion. The current flow
I is represented by the solid gray arrow, it results from a sequential resonant
tunneling through the central three QDs. The outer QDs act as energy-selector
that blocks direct resonant tunneling through the central (double state) quantum
dot and by this increase the overall efficiency of the heat-energy conversion.
Figure taken from ref [100]. [Add Δ to the energy split, legend QDL, QDC,
QDR]

To summarize, the two main ingredients evoked in the above referenced reports for a
quantum heat to energy conversion are: i) A transport path along an energy-confined sys-
tem (discrete energy states) assembled from a single or multiple quantum-dots along with a
tunneling asymmetry between the left/right leads, ii) A high temperature reservoir that can
exchange solely thermal energy with the colder transport section and not charge carriers,
iii) The absorbed thermal energy EC should be higher or at least equal to the energy split
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Δ on the centralQDC, EC ≥ Δ. As experimentally demonstrated [104, 105] the tunneling
asymmetry is artificially introduced within the system by external bias-voltage on gates
near the conductive QDs. A competing architecture utilizing magnetic tunnel junctions
with an adjustable by an external magnetic field asymmetry will be demonstrated in sec-
tion 8.1.1. In the next section 7.1 we will describe two concrete examples reported within
the field of spintronics evidencing energy harvesting by rectifying thermal fluctuations on
paramagnetic centers in magnetic tunnel junctions.

7.1 Harvesting energy within MTJs

Ten years ago, Hai et al. [99] unveiled an intriguing effect of generated magnetic energy
features in the spintronic response of a magnetic tunnel junction. The device investigated
by the authors is composed of GaAs/AlAs/GaAs/MnAs with MnAs nanoparticles in the
GaAs barrier, as represented in Figure 7.4.b. In absence of external magnetic field, the
IV response at low temperature of the device is centered around the zero point (I=0 at
V=0), see Figure 7.4.a in black. Yet, once a magnetic field (Hext = 10kG) is applied to
the device the IV plot is shifted in voltage by 20mV. This voltage shift was assigned to the
electromotive force (EMF) exerted on the tunneling electrons, hence, that they are acquir-
ing additional energy when tunneling through the central superparamagnetic nanoparticles
of MnAs. Yet, we associate this voltage-shift to energy harvesting effect by means of mag-
netic fields according to the previous description of heat-energy quantum engines and the
section7.2 describing our analytical model of a spin-engine. The presence of an external
magnetic field may lead to a spin-degeneracy lift on the central nanoparticles. Conse-
quently, the naturally arising spin-fluctuations in the superparamagnetic MnAs nanoparti-
cles are rectified by the asymmetrical spintronic profile of the junction leading to a current
flowing in a preferred direction:see in Figure 7.4.a how the red curve is shifted to higher
bias-voltages. The bias voltage shift therein observed is equivalent to a spontaneous volt-
age arising in the device as a direct consequence of the energy harvesting phenomena.
Connecting a resistance load RL and measuring the spontaneous voltage arising in the
device the time relaxation of this effect can be determined. Referring to Figure 7.4.c, in
presence of RL the lifetime of the effect ranges in the 102˘103s range, the pink curve. On
the other hand, when the connect resistance is infinite (open-circuit, see black curve) little
relaxation is observed.

To better understand the origines of the spontaneous voltage arising in this and similar
magnetic tunnel junctions and to provide a closer look into the role of spintronics in energy
harvesting effects, we now discuss the recent scientific work of Miao el al. [102]. In this
work, the authors assembled an asymmetric spin-profile MTJ device, with a set of specific
properties (see 7.5.b for the Al/EuS/Al2O3/Al/EuS/Al structure): a) The magnetic in-
sulator europium sulfide (EuS) layers are characterized by the spin-filtering effect [118].
Its magnetic orientation defines the spin dependent tunneling rates. b) The ultra-thin Al
layer forms confined nanosized clusters leading to the formation of quantum dots with
discrete, initially spin degenerate states. c) A huge exchange interaction that arises at the
EuS/Al interface leads to the spin splitting of the confined Al islands, hence, generating
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Figure 7.4: Generating energy by rectifying spin-fluctuations: first report in 2009. (a)
The IV measurements performed at 3K, at zero field (black) and at H = 10kG
(red). The shift of the red IV corresponds to spontaneous voltage that can
originate from energy harvested by rectification of spin-fluctuation on the su-
perparamagnetic MnAs nanoparticles. (b) Structure of the investigated MTJ
device with the respective layers thicknesses and the measurement setup pro-
file. (c) Open circuit (black) and connect load (pink) RL = 200kΩ time eval-
uation of the spontaneous voltage (sourced bias V = 0 V). Figure taken from
ref [99].

discrete spin split states, d) A thin Al2O3 insulating layer between Al and EuS prohibits
the formation of a second interfacial exchange interactions field. This means that the spin
splitting of the QD energy state is dominated by magnetism of one EuS barrier. Referring
to Figure 7.5.a, the spintronic profile resulting from the above-mentioned multilayer struc-
ture is highly asymmetric. In this device current across the outer metallic Al electrodes
is spin-unpolarized, whereas the magnetic orientation of the EuS spacers layers define its
energy- and spin-dependent transport path leading to field dependent energy outputs (EP

out
and EAP

out). The magnetic configuration of the device defines the energy gap between the
input energy and the output energy defined by the spintronic profile, as schematically vi-
sualized in Figure 7.5.a. The energy gap between the input and output energies in each
of the magnetic configurations corresponds to the field dependent spontaneous voltages
observed in these devices.

Referring to Figure 7.5.c, the spontaneous voltages detected in the device are strictly
dependent on the applied magnetic field and are a direct consequence of energy profiles of
P/AP states schematically represented in Figure 7.5.a. The maximum spontaneous voltage
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7.1 Harvesting energy within MTJs

Figure 7.5: Spin and energy profile of the MTJ and the resulting spontaneous-

voltages. (a) Electronic profile of the multilayer structure. Unpolarized Al
leads generate continuous flat planes on both sides of the device. The EuS
(green) filters the tunneling spins, leading to spin dependent attenuation rates,
while a high interfacial exchange interaction splits the discrete energy levels of
Al coulomb islands and the thin Al2O3 insulating layer ensures a perfect asym-
metry. (b) Schematics representation of the MTJs structures with the respective
layer thicknesses. (c) Magnetic field dependence of the measured spontaneous
voltages acquired on three different samples (1, 2, 3), at 1K wihtout any driv-
ing bias-voltage or current. The change in spontaneous bias upon switching
the relative orientation of EuS magnetizations demonstrates the spin-polarized
origin of the harvested energy. Figures taken from ref [102].

of V ≈ –2.6mV in achieved in the AP configuration of the EuS layers. The amplitude of
this effect ΔV is proportional to the energy split of the Al islands and the spin-filtering
efficiency of the EuS material. Additionally, the spontaneous voltage signal of the AP
configuration relaxes upon 104s time scale towards the more stable P configuration. The
authors report about a 27pW of output power when a 6MΩ load resistance is connected
to a 200x200μm2 device. Within the energy harvesting formalism discussed previously
(section 7), the spin-filtering EuS layers act as spintronic-selectors constraining a spin-
flip events for the tunneling electrons to cross the device, especially in the AP configura-
tion. The thermal fluctuation induced by the environment (sample’s temperature) on the
central spin-split states are converted into spin fluctuations. These spin fluctuations are
rectified by the outer EuS layers which set a preferential direction for the heat-generated
current resulting in spontaneous current and voltage. The preferential direction is set by
the unique combination of the asymmetric sample’s profile (Eu/Al/Al2O3/Eus) and the
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spin-filtering properties EuS, thus by spin selection rules tunneling rates are higher in one
direction than another. This mechanism is very similar to the one described by Sanchez
and Büttiker [100], where the asymmetric energy profile of the confined transport path
through QDs imposes a preferential direction to the thermally generated current, see Fig-
ure 7.3. The selection rules applied to the additional spin degree of freedom in this system
establishes an efficient selectivity on both sides of the spin split central states and enables
the harvesting of thermal fluctuation and the generating useful electrical power. In the
next section 7.2, we will discuss in more details about the role of spintronic selectivity in
energy harvesting mechanisms. This discussion will be held on the example of our con-
ceptual spin-engine capable to convert spin fluctuations into a spontaneous current flow,
hence, into useful electrical power. The requirements for its operation at room-temperature
will be evoked thereafter. Additionally, we will examine in which manner such quantum
mechanical structures can be routinely reproduced in commonplace sputtered MgO-based
MTJs.

7.2 Analytical model of a Spin-Engine

Generating energy by means of quantum tunneling systems is astonishing because it
seems to be counterintuitive at first glance, yet once the proper model is used to interpret
such effects it becomes an inspiring field to investigate. As previously discussed, ther-
mal fluctuations can be converted into an electron flow in a confined tunneling system
when the two main elements are present: i) A central set of energy-split states dominantly
participating in the transport that can be addressed (“mixed”) by the surrounding thermal
fluctuations, ii) A set of rectification elements on each side of the central states and also
along the transport path. They will set asymmetric transmission rates on either side of
the central main element, and in the spintronic focus that follows will be called spintronic
selectors. Spinterfaces are highly spin-polarized electronic elements that tend to appear in
spintronic devices at the interface between the ferromagnetic (FM) electrode and the in-
sulating barrier [119, 120] and can fulfill the role of spintronic selectors. In the ideal case
their polarization enables only one spin-channel of transport. Referring to Figure 7.6.a, a
spin-engine is composed of two spin selectors L and R on either side of a paramagnetic
(PM) center. The PM center is spin split and gives rise to two discrete spin states, spin
up in red and spin down in blue. An electron’s spin states on the PM center can be mixed
by thermal fluctuations, as represented in purple arrows. Furthermore, if the spintronic
selectors have ideal opposite polarization (AP configuration) only transmission rates ΓL↑
and ΓR↓ are allowed, whereas ΓL↓ and ΓR↑ are forbidden, as represented in Figure 7.6.a.
This transport scheme is similar to the one described in Figure 7.3 of the previous section,
but here the direction of the current flow is set by the spin selection rules.

The spin splitting in the PM center is prone to appear as a direct consequence of spin
degeneracy lift on the PM center when its total spin is high (SPM > 1/2). It was demon-
strated that when a high spin QD is brought in close vicinity to a ferromagnet to obtain
tunneling an exchange field arises and splits the spin states, similar to the effect of spin-
orbit coupling [121]. This spin splitting effect is especially important when high spin
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Figure 7.6: Electronic structure of an energy-harvesting spin engine: example using

spinterfaces. Spin up (down) states are in red (blue). (a) Schematic rep-
resentation of the main spin-engine’s section composed of the left and right
spintronic selectors in the antiparallel configuration and a paramagnetic (PM)
center with one effectively spin-split energy state. Spin selection rules define
spin-dependent transmission rates, ΓL↓ = ΓR↑ = 0 and ΓL↑ , 0, ΓR↓ , 0.
An asymmetric spin profile is set within the system. Thermal fluctuations (pur-
ple) generate spin fluctuations on the central PM center. (b) Induced spintronic
magnetic anisotropy on the PM center leading to a spin splitting (Δ) of the
degenerate states. This effect is also illustrated by the deformation of the PM
centers Bloch sphere. (c) Illustration of a spin-engine embedded with the spin-
tronic structure of a magnetic tunnel junction. It is composed of two antiparal-
lel ferromagnetic electrodes and respective spinterfaces with a central PM spin
split QD-like element. A current (yellow line) is generated by thermal fluctua-
tions kBT on the PM centerand is flowing in the opposite toΔV direction. See
discussion in the text below for more details. Figure taken from ref [109].

polarizations (e.g. spinterfaces) are involved and tunneling is dominant. Referring to Fig-
ure 7.6.b, the induced spintronic magnetic anisotropy on the PM center is represented by
the deformation of its Bloch sphere. The energy difference between the two PM center’s
spin states is defined by Δ. The low electronic density of the spinterfaces on both sides
of the PM center protect the later from thermal broadening from the outer FM leads and
preserve the discrete spin states, thereby enabling the engine to operate at RT. Further-
more, as the spinterface sets the preferential spin state and spatial orientation, it lowers
the Fermi level of FM metal/spinterface byΔΦ towards the lower energy spin state in this
direction [121, 122]. In a symmetric device, for instance in the P state, the “interfacial”
Fermi level of both sample’s sides will be aligned, and no spontaneous voltage will arise
within the device, as previously discussed in section 7. The antiparallel configuration of
electrodes and consequently of the spinterfaces is visualized in Figure 7.6.c: it results in
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the formation of a spontaneous voltage ΔV since both interfaces are aligned with the re-
spective levels of the PM center. The spontaneous voltage is proportional to the energy
spin split Δ and the polarization amplitudes of both spinterfaces. In the ideal case of fully
polarized spinterfaces (P = 100%) represented in Figure 7.6.c the spontaneous voltage is
equal to ΔV = Δ/e. Since the thermal fluctuation expressed by kBT are higher than Δ,
they induce the mixing of spin states on the PM center. These spin fluctuations are “di-
rected” by spin selection rules on both sides of the PM center leading to an imbalanced
flow of current i.e. spontaneous current flowing along the confined highly spin polarized
transport path, as illustrated in Figure 7.6.c in yellow. In summary, the conceptual spin-
engine herein described is capable of harvesting thermal fluctuations at room temperature
by utilizing the magnetic energy of its elements and the asymmetric spintronic landscape
along the transport path to generate a spontaneously flowing current. In the next Sec-
tion 7.3 we will discuss about the already reported ingredients that can serve to assemble
such an energy harvesting spin-engine. Furthermore, we will describe about the origins of
the paramagnetic centers in sputtered MgO-based MTJs and in the process unveil the role
of oxygen vacancies played in this energy generation effect.

7.3 Spin-engine’s main ingredients

Electrical energy can be generated by spintronic selectors rectifying spin fluctuations.
Therefore, the conversion efficiency of these elements is tightly related to their spin polar-
ization. In an ideal case, a perfect polarization would provide the highest energy output.
Several components in spintronics were reported to have high spin-polarization such as:
a) Spinterfaces - generated at ferromagnetic/organic interfaces [54, 110]), b) Fe/MgO and
FeCoB/MgO MTJs were reported to generate a high transport spin polarization thanks to
symmetry filtering [31, 40], c) Magnetic semiconductors characterized by spin-filtering
properties [102, 123], d) Half-metals [124–126]. As discussed previously, the second
mandatory element for thermal spin fluctuations are discrete spin states. They can be
generated by: a) Superconducting nanoparticles that are spin-split by exchange interac-
tions [102], b) superparamagnetic nanoparticles [99], hence (a) & (b) can operate only at
low cryogenic temperatures, c) Thermal fluctuations on spin-split discrete states [102,109].
Multiple elements can fulfil the role of spintronic selectors and spin fluctuators: the play-
ground for power generation using spintronics is large.

7.3.1 Spintronic selectors

In order to demonstrate the spintronic energy generation effect at room temperature
in a device that can be industrially deployed, we performed transport measurements on
sputtered MgO-based magnetic tunnel junctions with thin carbon (C) layers inserted at
the FM/MgO interfaces. The description of the MTJ’s fabrication steps will be evoked
in Section Section 5.1.1, whereas here we will describe the formation of highly polar-
ized spinterfaces in FM/C bilayers. A recent work by Djeghloul et al. [110] completes
the picture of carbon based spinterfaces. By utilizing spin-resolved X-ray photoemission
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spectroscopy the authors were able to measure a nearly 100% polarization at the Fermi
level of Cobalt/Carbon bilayers, see Figure 7.7 for more details. Note that this result is
generic [127], and thus also describes Iron/Carbon interfaces used hereafter.

Figure 7.7: Carbon based spinterfaces. Spin-resolved X-ray photoemission spec-
troscopy on 1.5ML of Carbon deposited on Co layer, after a pure Co spectrum
was subtracted. An almost complete spin imbalance is present between major-
ity (filled triangles) and minority (empty triangles) spins at the Fermi level i.e.
binding energy = 0 eV. Measurements performed at room temperature. Figure
taken from ref [110].

7.3.2 Spin fluctuations

As discussed previously spin fluctuations take place when states that are spin-split by
Δ are both populated thanks to thermal fluctuations kBT, i.e. when kBT > Δ. We
suggest that paramagnetic centers coupled to spinterfaces can play the role of spin split
states owing to spintronic anisotropy [121]. In the framework of magnesium-oxide (MgO)
dielectric material and carbon based spinterfaces paramagnetic centers can be formed by
carbon-filled oxygen vacancies in MgO upon the diffusion of carbon atoms. Ab-initio
theory has predicted that paramagnetic single (monomers) or double (dimers) centers are
energetically prone to appear in C-doped MgO crystals [109, 128]. The distance between
individual C impurities in the MgO crystalline structure characterizes their interactions.
We have shown in our recent work [109] that C impurities are placed at the 4th nearest-
neighbor configuration (NNC) form antiferromagnetically (AFM) coupled paramagnetic
dimers. This structural arrangement of C atoms can appear thanks to a low density of
single F oxygen vacancies in MgO [10, 47]. In what follows we will see that only such
entities (PM-dimer) are suited for the analytical model description of our experimental
dataset in section 8.1.2.

Referring to Figure 7.8, the calculated spin-resolved density of states (DOS) of C-doped
MgO (4th - NNC) crystal is characterized by four discreet spin-degenerate energy states
in the band-gap of MgO. The degeneracy lift responsible of spin split states is defined by
the projection of the spinterfaces’ spintronic magnetic anisotropy [121]. Most importantly,
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Figure 7.8: Electronic structure of a PM dimer embedded into MgO. Spin-resolved

DOS of C-doped MgO in 4th nearest-neighbor configuration characterized by
six additional states in the MgO’s band-gap. Inset – thermal fluctuations gen-
erate spin fluctuations at the Fermi level which intersects with a partially oc-
cupied PM-dimer state. See text above for more details. Figure taken from
ref [109].

these calculations show that a partially occupied states are present at the Fermi level. The
latter is defined to lay at 2.35eV above the valence band of MgO according to the compu-
tations performed on the whole Co/MgO/Co stack [109]. The inset of Figure 7.8 shows
that thermal fluctuations ±kBT(2kBT, with T=300K) indeed intersect a pair of C states.
This theoretical demonstration fits the operational scheme of the spin-engine.
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Chapter 8

Spin-driven electrical power

generation at room temperature

As previously discussed, spintronic rectification of spin fluctuations is at the origin of
spintronic-driven power generation using quantum thermodynamics. In this respect, we
processed MTJs of 20μm in diameter by means of photolithography of the following com-
position: Ta(5)/Co(10)/IrMn(7.5)/Co(4)/C(0.9)/MgO(2.5)/Co(10)/Pt(4) (numbers in nm).
Samples were grown by M. Hehn of IJL Nancy, and processed by E. Urbain into micro-
junctions. The lithography steps are described in Section Section 5.1.1. The stack was
grown by sputtering on a Corning 1737 glass substrate [85]. To activate the pinning ex-
change bias at the IrMn/Co interface a Ta = 200◦C annealing step (1h) was performed
prior to the lithography. This low temperature annealing sets a magnetically preferred
direction of the bottom Co electrode, thereby enabling a steady antiparallel (AP) configu-
ration, hence, a maximum spintronic asymmetry required for an efficient energy generation
in the AP state. The low annealing temperature precludes the diffusion of Mn atoms [39],
thus, excludes them from the defect states present in the MgO’s band-gap. On the other
hand, the low annealing temperature may be responsible for the diffusion of C atoms from
the interface to the MgO spacer [32] and lead to the formation of both spinterfaces and PM
dimers.

8.1 Spontaneous spin-driven transport

As a rare experimental event, we were able to discover a combination of transport fea-
tures clearly indicating spintronics-driven power generation at room-temperature: i) The
presence of spontaneous current and voltage, that are especially important in the AP con-
figuration of the electrodes and much weaker in the P configuration. These spontaneous
transport features are only detectable in the low bias-voltage range V < ±10mV includ-
ing zero-bias point. An important non-zero current I , 0 can be measured at V = 0mV,
ii) Spectroscopically sharp magnetoresistance features reaching 300% of TMR at room-
temperature in a non-optimized MTJ’s stack structure i.e. Co/MgO/Co sputtered structure
with C-dusted interfaces annealed at low 200◦C. These two properties suggest that highly
spin-polarized transport channel through confined electronic objects is at the origin of
spontaneous current flow and voltage. The main ambition of this section is to highlight the
spin-engine formalism developed in the framework of quantum thermodynamics within
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Chapter 8 Spin-driven electrical power generation at room temperature

the experimental observations of sizable spontaneous transport in an MTJ device.

8.1.1 Experimental spin-engine’s footprint

Referring to Figure 8.1, the current-field I(H) transport measurements at +5mV and
+10mV indicate that stable magnetic P and AP configurations are achievable. At 10mV
both currents IP (-2000 Oe) and IAP (+250 Oe) are positive and lead to a relatively low
negative TMR = -17%. This result isn’t much surprising since the presence of spinterfaces
can change the interfacial polarization and by that lead to negative TMR in devices with
nominally symmetric devices polarizations [54, 120].

The most intriguing effect takes place at 5mV. When the bias-voltage is lowered the
induced current becomes smaller than the spontaneous current and this latter can be ob-
served. This current is considered to be spontaneous since it flows in the opposite direction
with respect to the sourced voltage, leading to an I < 0atV > 0. Therefore, the combi-
nation of IP (V = 5mV) = -20nA and IAP (V = 5mV) = +35nA leads to a high negative
TMR (V = 5mV) = -157%. The high currents measured in the nA range exclude any
Keithley offset origins since it showed a maximum current offset of 500pA and maximum
voltage offset of 0.1mV. All of the herein discussed transport measurement are performed
in a 4-wire mode with V+/I+ connected to the top electrode. This mode eliminated any
potentual thermovoltage artefacts along the device’s contacts and leads. The time frame of
these measurements further highlights their likelihood, since the IP current is steadily neg-
ative (I < 0 & V > 0) during the whole field sweep (≈ 350s) and no drift of current-vs-time
is observed.
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Figure 8.1: Spontaneous current flow and high spintronic performance. Field depen-
dence of current - I(H) at room temperature at 10mV (a) and 5mV (b) respec-
tively. Negative spontaneous current of -20nA at 5mV in the P configuration
of electrodes leads to a huge -157% TMR signal. Figure taken from ref [109].

To examine in more details the transport properties of this device, we performed a bias-
voltage dependence study of the currents IP and IAP their calculated conductances GP
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8.1 Spontaneous spin-driven transport

and GAP and the resulting TMR. Figure 8.2 summarizes this study through the different
panels. The current-voltage (IV) profile in the ±10mV range in panel (a) demonstrates
that IAP (red, HAP = +250 Oe) and in a lesser extent IP (black, HP = -2kOe) intersect
the forbidden quadrant V > 0 & I < 0 through all bias-voltage sweeps (0 –→ +Vmax –→
–Vmax –→ +Vmax –→ –Vmax –→ 0). Overall the dataset is of high quality and re-
producible within this single device. At V = 0 both IAP , 0 and IP , 0 currents are
negative and exceed any experimental offset by 2 orders of magnitude. The resulting nu-
merically derived conductance dI/dV in panel (b) is characterized by sharp features in both
P (black) and AP (red) states. The conductance’s spectral features range around 0.25meV
of amplitude whereas the thermal smearing at RT is expected to confine features to at least
50meV (≈ 2kBT). The TMR(V) resulting from these IVs in the MTJ’s P and AP magnetic
states (green) highlights the magnetic origin of these spontaneous currents. As seen in
panel (a), altering the magnetic state P ←→ AP alters the amplitude and, in some cases,
(5mV) the sign of the spontaneous current. Overall the current IP(V) and IAP(V) almost
never overlap leading to a spectrally sharp TMR(V) in panel (c) characterized by three
main features suggesting that the spontaneous current originate from highly spin polarized
channels cutting through confined electronic objects such as QDs and spinterfaces:

i) A huge 300% TMR peak centered around -3.5mV defined by an 1.3meV full-width-
half-max (FWHM) above any possible thermal smearing.Additionally, this high TMR
cannot be explained by symmetry filtering as it is the case in current most performing
CoFeB/MgO/CoFeB MTJs [40], since the Co electrodes utilized in this MTJ aren’t bcc
and don’t have a high spin polarization of theΔ1 states favored for tunneling transmission
across MgO [31]. Therefore, we attribute the magnetoresistance features measured on this
device to spinterface mediated transport within Julliere’s framework [4].

ii) Negative TMR of –58% at V = 0 reinforces the notion of magnetically sensitive
spontaneous currents indicating that it originates from spin-polarized electronic elements.

iii) The zone of highly negative TMR < –100%(gray) centered around +5mV is related
to the sign opposite signs of IP and IAP. As already seen in Figure 8.1.b anTMR < –100%
amplitude is attained as a consequence of a negative IP and positive IAP.

If we attribute all of the above discussed features to artefacts related to the experimental
measurements, then the following aspect should be considered. If both spontaneous cur-
rents arise from some kind of voltage or (and) current shift then one could correct both
IP and IAP by the same amount to reproduce the standard IV properties of an MTJ. Yet,
the is no single reasonable solution for this eventual correction of both P/AP since shifting
both IVs by any Icorror(and)Vcorr wouldn’t preclude IVs from entering the active device
quadrants (V > 0 and I < 0, or V < 0 and I > 0). In this discussion reasonable values stand
for values coherent with experimental offsets.

To summarize, herein we’ve presented an extended dataset acquired on a single Co/MgO/Co
MTJ device that evidences a high spintronic performance in a non-optimized device. These
key observations indicate that the transport is mediated by highly spin-polarized spinter-
faces and confined electronic objects such as quantum dots or defect states. Additionally,
the spectral sharpness in magnetotransport can’t be explained easily since at RT thermal
smearing in principle excludes features to be sharper that 2kBT. Therefore, we interpret
the observed spontaneous currents and the resulting sharp magnetotransport as indications
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Figure 8.2: Spintronics-driven power generation at room-temperature. Magnetotrans-
port measurements performed at T = 295K in the P (-2kOe) and AP (+250
Oe) magnetic configurations of the Co/C-MgO/Co MTJ device. (a) Current-
Voltage (IV) measurements P (black) and AP (red) states upon several bias-
sweeps. A spontaneous current whose amplitude depends on the MTJ’s mag-
netic state is observed. (b) The resulting computed conductance (G = dI/dV)
exhibits a tremendous energetic resolution (≈ 0.25meV). (c) The resulting
TMR(V) profile exhibits high sharp (≈ 1.3meV) magnetoresistance features, a
peak at -3.5mV (TMR ≈ +320%) and a dip at +4.5mV (TMR ≈ –200%). More
details are in the main text. Figure taken from ref [109].

of an operating spin-engine. To further examine this interpretation, we worked on an
out-of-equilibrium analytical transport model idevelopped by J. Fransson from Uppsala
university in Sweden [122]. In the next section 8.1.2, the formalism of this model will be
described in few more details and will be used to fit the above-mentioned experimental
dataset.

80



8.1 Spontaneous spin-driven transport

8.1.2 Analytical model transport

The main goal of our analytical model is to reproduce the experimental observations
evoked in the previous section 8.1.1 by employing the main elements of a spin-engine de-
scribed in section 7.2. The analytical model developped by J. Fransson from Uppsala Uni-
versity as derived from earlier work [122] to fit our understanding of the proposed transport
path. I was tasked with exploring within the large parameter space how the model could
be used to fit our data. As schematically illustrated in Figure 8.3, the electronic profile of
the model consists of two ferromagnetic leads separated by four interconnected quantum
dots. The two outer dots reproduce the spinterfaces (SP1 & SP2) while the two central
ones mimic the PM-dimer center (PM1 & PM2). The individual QDs are modelled by
discrete energy states to which localized spins are associated. Spin split states on the cen-
tral PM dimer QDs are reproduced by considering several magnetic interactions, namely,
Heisenberg, Ising and Dzyaloshinskii–Moriya interactions [122]. Each element in this
model is electronically coupled to its neighbors by tunneling coefficients pL, T and pR
(see schematics on Figure 9.11). Spin-polarized transport through the whole structure is
evaluated by means of Greens functions. The polarization is defined by sp(L) and sp(R)
parameters on the FM leads and by a unique SP parameter on the spinterfaces. Addition-
ally, the position of the PM dimer and both spinterfaces with respect to the Fermi level of
the structure is adjustable by e0 and E0 parameters respectively. The ASYM parameter
defines the energy asymmetry between PM1 and PM2. As pointed previously, the spectral
sharpness of magnetotransport features indicates that the inner QDs are shielded from the
outer QDs. Therefore, in our analytical model PM1 and PM2 QDs are thermally shielded
from the outer FM leads by spinterface QDs SP1 and SP2. By placing the localized states
of the PM center into close vicinity with the chemical potential μ of the of the whole
structure, thermal fluctuations are considered in the model, since kBT >>| μ – E0 |. A de-
tailed definition of the analytical model’s formalism in term of the systems operators can
be found in the supplementary information section of our recent work on this topic [109].
The spin polarization of the FM elements, hence, the magnetic configuration of the MTJ
device, is defined by the sign of sp(L), SP and sp(R) parameters, with sp(R) = AP*sp(L).
Referring to Figure 8.3, the parallel configuration of the MTJ is illustrated and the AP con-
figuration is reproduced when SP on SP2 and sp(R) on the right lead are inverted in sign.
In such manner, we are able to theoretically predict the spin-conserved tunneling transport
along each of the spin-polarized channels.

Scrupulously exploring the analytical model’s parameter space, we were able to re-
produce all of the experimental magnetotransport features entailing energy harvesting at
room-temperature, as depicted in Figure 8.2.a,c. This unique set of parameters reproduces
the general trend of both IP(V) and IAP(V), with only minor alterations to the PM dimer’s
initial parameters e0 and ASYM when going from P to AP. In such manner for the P/AP
states we used: sp(L)=8.4, SP=2, pL=pR=0.35, AP=0.3, E0=0, with pR and AP changing
sign upon P ←→ AP transition, and e0(P)=-2.5 / ASYM(P)=0.5 while e0(AP)=0.85 /
ASYM(AP) = -0.75. The bias-voltage dependence of the spin-resolved transport channels
(IVs) along the device in P and AP configurations is represented in Figure 8.4.a. Spin-up
(↑) channel is pictured by solid red (AP) and black (P) lines, whereas the spin-down (↓)
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Figure 8.3: Analytical model of the spin-engine’s realization in an MTJ. Electronic pro-
file of QD-based MTJ enclosing a spin-engine in the P configuration of elec-
trodes and zero-bias voltage. Two FM leads (Co) are separated by 4 tunneling
coupled QDs. The outer ones SP1 and SP2 correspond to Co/C spinterfaces,
and PM1 and PM2 to the PM dimer center. The physical meaning of the dif-
ferent parameters, sp(L), pL, SP, E0, ASYM, T, e0, pR, sp(R) is discussed in
the text. Figure taken from ref [109].

channel is pictured by semi-transparent red (AP) and black (P) lines. We observe that spin
up and down current channels are opposite in sign, hence, charge carriers of opposite spin
flow in opposite directions. This later property seems to fit well the spin-engine’s formal-
ism evoked in section 7.3. Furthermore, a spontaneous current at V = 0 is present in both
configurations P and AP since the polarization of spinterfaces and the PM center aren’t
total, and due to other spin-based asymmetries in the potential landscape. Summing the
two spin currents, we obtain the theoretical IP(V) and IAP(V) and the resulting TMR(V)
plotted in panel (b) of Figure 8.4. Comparing the experimental and theoretical datasets in
panels (b) and (c) of Figure 8.4, we observe that the experimental features are rather well
reproduced. Since theoretical and experimental IVs share the same behavior, the resulting
TMR trends are also reproduced: a) the overall negative TMR, b) the sharp TMR peak at
V < 0 even if its amplitude isn’t the same, c) The zero voltage negative TMR and both
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8.1 Spontaneous spin-driven transport

current, d) The TMR deep at V > 0 with a quite similar amplitude, e) Spontaneous current
in P and AP at V = 0 V are in good agreement. As a note of mention, no direct tunneling
between leads i.e. spinterfaces is taken into consideration within the analytical model’s
transport scheme. Therefore, once the sourced bias-voltage exceeds the electronic profile
of the PM dimer, both theoretical currents IP(V) and IAP(V) asymptotically converge to
the zero-current mark.
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Figure 8.4: Comparing theoretical and experimental magnetotransport datasets. The-
oretical results were modeled through the analytical model and the unique set
of parameters described in the text. (a) Spin-resolved IVs for P (black) and AP
(red) with solid lines for spin-up and semitransparent for spin-down. (b) Sum
of the spin transport channels lead to IP (black), IAP (red) and TMR (blue).
(c) Experimental dataset acquired on the Co/C-MgO/Co MTJ evoked in sec-
tion 8.1.1. The orange error bars originate from the standard deviations of the
respective mean values over the multiple bias sweeps. A good agreement be-
tween analytical model fit and experiment dataset is achieved. Figure taken
from ref [109].

In conclusion, the analytical model closely replicates the experimental spontaneous cur-
rents and resulting magnetotransport features. This further enables to interpret their origin
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Chapter 8 Spin-driven electrical power generation at room temperature

in terms of a spintronics-driven pumping of electrons against the bias or even in its ab-
sence. The peculiar spintronic path enabling this effect to take place is composed of an
antiferromagnetically coupled PM dimer center affiliated to spinterfaces at both sides. The
spinterfaces arise in turn from the FM electrodes. These spinterfaces ensure firstly the
rectifications by selection rules of spin fluctuation on the PM center and, secondly, the
thermal shielding of the PM center’s spin discrete state from the electronically broad FM
electrodes. The theoretical formalism describing the autonomous operation of the quan-
tum dots coupled to spin-polarized leads and setting a spontaneous current from could be
brought by a recent theoretical work of Ptaszynski [107]. It depicts how two exchange-
coupled quantum dots connected to spin-polarized leads can autonomously through a
feedback-loop pump electrons against the bias, hence, generate a spontaneous current.

8.1.3 Generated power output

In this section we propose to evaluate the power output generated within the MTJ and
to consider this value according to the currently know renewable sources of energy to
evaluate its pertinence for potential industrial applications. Applying the power formula:
P = V2/R we can in a straightforward manner evaluate the power output Pout device.
Referring to Figure 8.5, we evaluate the power output Pout dependence of bias-voltage in
the forbidden-quadrant of Figure 8.2.a i.e. when V > 0 and I < 0. In both magnetic states
P/AP the single MTJ device is generating up to 0.1nW of power at room-temperature.
In the AP state: within the 1.4 < V(mV) < 2.4 output bias range the device’s output
resistance ranges between 20kΩ to 60kΩ providing the 0.1nW power output. In the P
state: at V ≈ 4.7mV the output resistance is around R ≈ 200kΩ and the device generates
0.1nW of power.

The power output is dynamically stable since no drift is observed in it, moreover, the
averaging its value over the fore bias sweeps of Figure 8.2.a results in very narrow error
bars in Figure 8.5. Overall, this unique in its properties MTJ device continuously ex-
pressed power generation features during the whole 90 minutes measurements acquisition
timeframe. The spintronics footprint of the power out and the whole effect in general is
expressed by the different power out variation in the MTJ’s P and AP magnetic configura-
tions. The low reproducibility of this effect in our MTJs originates most probably from the
peculiar transport path required spin-engine to operate, thus, an atomic level control over
the carbon filled oxygen vacancies in theMgO is required, yet this remains a very challeng-
ing task even with today’s cutting edge technical tools. Assuming the spintronics-driven
power generation discussed in this chapter can be routinely reproduced within industrial-
grade densities of MTJs [129] and better understood novel energy-harvesting solutions
could be designed. The next section presents some additional datasets and some experi-
mental details confirming the non-artefact origin of the herein discussed power generation
effects.

84



8.2 Experimental environment and additional datasets

-0.5 0.0 0.5 1.0 1.5 2.0 2.5 3.0 3.5 4.0 4.5 5.0
-0.02

0.00

0.02

0.04

0.06

0.08

0.10

0.12

T = 295K

AP

P

O
u
tp
u
t
P
o
w
e
r
(n
W
)

Applied Bias (mV)

Figure 8.5: Power output bias-voltage dependence in P and AP configurations. In both
magnetic states the single MTJ device can generate up to 0.1nW of power at
room-temperature. The power output is dynamically stable in time, since the
blue standard deviation error-bars are very small. Calculation performed over
datapoints from Figure 8.2.a.

8.2 Experimental environment and additional datasets

Could all of the above discussed effects measured on a single MTJ device originate
from artefacts related to our experimental technique? The additional magnetotransport
datasets and an examination of the experimental environment can help answer this ques-
tion. The magnetotransport dataset presented in Figure 8.2 was part of a 90min long
continuous measurement of the device at room-temperature (295K). The measurements
of IP and IAP at -2000 Oe and +250 Oe respectively were acquired for different bias-
voltage steps (ΔV) and ranges. Figures 8.6 and 8.7 summarize this set of datapoint in
an easy-to-compare form. Within each measurement each given individual IV point is
defined by four measurements points, since we performed multiple bias-voltage sweeps:
0 → +Vmax → –Vmax → +Vmax → –Vmax → 0. As one can see within each of
the seven measurement figures, almost all of the points perfectly overlap over the multiple
bias sweeps. Furthermore, all of the magnetotransport features are reproduced in the pan-
els of Figures 8.6 and 8.7 despite the differences in the measurement bias step ΔV and
the maximum bias amplitude Vmax.

The sharp resolution (ΔV=0.1mV) of panels (c) and (d) of Figure 8.7 clearly demon-
strates the spintronic origin of the spontaneous currents at V=0, considering that its ampli-
tude depends on the magnetic configuration of the device: IP(V=0) = -22nA and IAP(V =
0) = -53nA resulting in TMR(V=0) = -58%. The more than two orders of magnitude dif-
ference between these values and the maximum current offsets (Ioff = 500pA) of our setup
reinforces the credibly of these results. Additionally, this effect is similar to the one ob-
served IH(V+5mV) of Figure 8.1. The spontaneous current is strictly constant within
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Figure 8.6: Additional magnetotransport measurement - set 1. 4-probe measurements
of IP (-2 kOe) and IAP (+250 Oe) measured at room temperature (T = 295K)
and their resulting TMR. (a) IV file #26-27, Vmax = 10mV and ΔV= 0.5mV,
(b) IV files#14-15,Vmax = 10mV andΔV = 1mV, (c) IV files#11-12,Vmax

= 10mV and ΔV = 1mV. Figure taken from ref [109].

the magnetic region of a given magnetic configuration P or AP and undergoes an abrupt
change when the device’s state is switched between P←→ AP.

The experimental magnetotransport dataset testifying power generation at room temper-
ature is an MTJ device is of very high quality and can’t be easily interpreted in terms of
trivial experimental artefacts. Yet, spontaneous currents can be generated by photovoltage-
photocurrent [130, 131] or thermovoltage [114, 115]. Neither of these effects is likely to
take place within our devices. Firstly, since the sample is placed in an optically sealed
cryostat prohibiting any generation of photocurrent. Secondly, thermovoltage generated
by simple Joule heating can be excluded since: a) we repeatedly detected field dependent
non-zero currents at a zero sourced voltage, V = 0, b) Altering the bias-step (ΔV) during
the current measurements would lead to a different heating rates, thus, to a different ther-
mocurrent. Yet, the comparative study presented in Figures 8.6 and 8.7 clearly shows that
ΔV doesn’t distinguishably affects the device’s transport response, c) The sharp electronic
resolution (ε) present in the magnetotransport dataset and in the computed conductance
(see Figure 8.2) is orders of magnitude higher than the expected thermal smearing at room-
temperature (kBT), ε = 0.25-1.3 meV << kBT = 26 meV, d) The bias-offset for which the
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Figure 8.7: Additional magnetotransport measurement - set 2. 4-probe measurements
of IP (-2 kOe) and IAP (+250 Oe) measured at room temperature (T = 295K)
and their resulting TMR. (a) IV files #24-25, Vmax = 5mV andΔV = 0.5mV,
(b) IV files #14-15, Vmax = 3mV and ΔV = 0.2mV, (c) IV files #11-12,
Vmax = 2mV andΔV = 0.1mV, (d) IV files #11-12, Vmax = 2mV andΔV =
0.1mV Figure taken from ref [109].

experimental current is zero is magnetic field independent, which excludes the spin See-
beck [112] origin of the spontaneous transport. Moreover, there are two bias offsets in the
P state and a single one in the AP state,Voff1(P) = Voff1(AP) = 3.75mVandVoff2(P) =
5.5mV. This additional effect is hardly explainable by any artefact-driven bias-offset.

8.3 Summary and Perspectives

This manuscript’s chapter focused on the recently discovered [102,109] energy harvest-
ing capabilities using spintronic devices and quantum thermodynamics. Firstly, we apply
the basic principles of quantum thermodynamics to describe the mechanisms of harvesting
thermal energy in confined quantum mechanical systems. The main principles of such sys-
tems rely on an asymmetric transport profile and spontaneous tunneling events enhanced
by thermal fluctuations along the confined transport path. Basically, assembling the trans-
port path in a proper asymmetric manner enables to pump electrons against an applied
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bias, or even in the absence of an applied bias ,by utilizing thermal fluctuations. Such a
device can output electrical power under a connected resistance load. Several key theoret-
ical and experimental examples were revisited in section 7 and many other related works
were referenced.

Secondly, the implication of the spintronic degree of freedom into the energy harvesting
process was done on the example of our conceptual spin-engine. The spin state of the
charge carriers can be utilized for their guided movement, thus the formation of a sponta-
neous current flow. Mainly inspired by the recent discovery of spintronics-driven power
generation in MTJs containing magnetic insulators [102], we derived the main ingredi-
ents of an energy harvesting spin-engine in the framework of coherent tunneling: i) Spin-
fluctuations – are at the center of the engine and can be generated by thermal-fluctuations
on spin-split discrete energy states if they are split by Δ < kBT, ii) Spintronic rectifica-
tions - spin dependent transmission rates on both sides of the spin-fluctuating central entity
provide an imbalanced polarized current, hence, a spontaneous current flow along the spin-
tronic path in the absence of, or against, the source bias. Furthermore, we proposed several
candidates for the components of a spin-engine. For instance, the central spin-split entity
can be established by nanoparticles or spin-degenerate states in the presence of a magnetic
field [99, 102] or a spintronic magnetic anisotropy [109, 121]. The spintronic rectification
can be ensured by spinterfaces [54, 110], spin-filters [102, 123], symmetry filtering within
MTJs [40] and Half-metals [124–126].

Thirdly, we discussed about how spinterfaces and spin-split states may coexist in an
Co/C-MgO/Co MTJ device, where C-MgO stands for an MgO dielectric with C-dusted
interfaces and carbon filled oxygen vacancies in it. Our own ab-initio theory predicted the
formation of paramagnetic (PM) centers by the carbon atoms within the MgO [109] and
other works demonstrated the high spin polarization at the Fermi level of Co/C interfaces,
hence, the presence of spinterfaces. We proposed that spintronic anisotropy generated by
the spitnerface lift the degeneracy on the PM centers and generate discrete spin-split states.
The successive examination of the magnetotransport dataset acquired on a single suchMTJ
at room-temperature revealed several features advocating for a spintronics-driven power
generation: (A) Spontaneous current in the 10 nA range strictly related to the magnetic
configuration of theMTJ. The P and AP current-bias IVs enter the energy-generating quad-
rant, whenV > 0andI < 0, implying that electrons are flowing against the sourced bias. At
V = 0, I , 0 the spontaneous current is field-dependent: IP(V=0) = -22nA and IAP(V=0)
= -53nA, which strongly exceeds the maximum technical offset of 500pA. (B) Giant spin-
tronics performance characterized by the tunneling magnetoresponse of the device, TMR
(V = -3.5mV) = 315% and TMR (V = +4.5mV) = -200% and at RT. This effect can’t be
explained by symmetry filtering as in standard CoFeB/MgO/CoFeB MTJs. (C) Magneto-
transport features described in (A) and (B) are defined by very sharp energetic resolutions
between 0.25-1.3meV. This exceeds the expected thermal broadening kBT(≈ 26meV) by
orders of magnitude. We interpret this discrepancy as thermal shielding of the PM centers
by the low-density profile of spinterfaces on both sides. (D) Confident exclusion of both
photocurrents and thermocurrents from the interpretation scheme, since all measurements
were performed in the dark and that no thermocurrent features are observed.

Fourthly, we developed an analytical transport model based on Greens function transport
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through FM leads, spinterfaces at both sides and a central spin split PM-dimer. A unique
set of parameters leading to a proper agreement between the simulated and experimental
magnetotransport features reinforces our initial attribution of these results to the room-
temperature operation of a spin-engine within a common place MgO-based MTJ device.
Therefore, this single 20μm wide MTJ device outputs 0.1nW of electrical power in both
of its magnetic states. The reproducibility challenges of such power generating devices
emerges from the rigid restrictions on the confined spintronic profile required for the effi-
cient rectification and collection of spin fluctuations. In our system, the spatial distribution
of oxygen vacancies in MgO and their “population” by diffused carbon atoms play a key
role. Yet, these processes are almost impossible to control on the atomic level even with
current cutting-edge technologies. Future development in the field of spintronics would
answer whether magnetic tunnel junctions can be used as spin-batteries in integrated cir-
cuits or in larger scale applications. An interesting materials strategy to achieve energy
generation reproducibility could be: i) to utilize the PM centers of molecules within junc-
tions similar to those described in Chapter 10, ii) to utilize directly CoFeB electrodes for
their symmetry filtering properties as an alternative to spinterfaces and explicitly position
PM centers in the MgO barrier.

Traduction en Français:

Résumé et perspectives

Le chapitre de ce manuscrit s’est concentré sur les capacités de récupération d’énergie
récemment découvertes [102, 109] à l’aide de dispositifs spintroniques et de thermody-
namique quantique. Premièrement, nous appliquons les principes de base de la thermody-
namique quantique pour décrire les mécanismes de récolte de l’énergie thermique dans des
systèmes de mécanique quantique confinés. Les grands principes de ces systèmes reposent
sur un profil de transport asymétrique et des événements de tunnel spontanés accentués
par des fluctuations thermiques le long du trajet de transport confiné. Fondamentalement,
l’assemblage du chemin de transport d’une manière asymétrique appropriée permet de
pomper des électrons contre une polarisation appliquée, ou même en l’absence d’une po-
larisation appliquée, en utilisant des fluctuations thermiques. Un tel dispositif peut fournir
une puissance électrique sous une charge de résistance connectée. Plusieurs exemples
théoriques et expérimentaux clés ont été revisités dans la section 7 et de nombreux autres
travaux connexes ont été référencés. Deuxièmement, l’implication du degré de liberté
spintronique dans le processus de récupération d’énergie a été faite sur l’exemple de notre
moteur de spin conceptuel. L’état de rotation du des porteurs de charge peuvent être utilisés
pour leur mouvement guidé, donc la formation d’un flux de courant spontané. Principale-
ment inspirés par la découverte récente de la production d’énergie axée sur la spintronique
dans les MTJ contenant des isolants magnétiques [102], nous avons dérivé les principaux
ingrédients d’un moteur de spin à récupération d’énergie dans le cadre d’un tunneling co-
hérent: i) Les fluctuations de spin - sont à le centre du moteur et peuvent être générés
par des fluctuations thermiques sur des états d’énergie discrets à spin-split s’ils sont di-
visés par Δ < kBT, ii) Redressements spintroniques - taux de transmission dépendant du
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spin des deux côtés de l’entité centrale à rotation de spin fournissent un courant polarisé
déséquilibré, d’où un courant spontané le long du trajet spintronique en l’absence ou con-
tre la polarisation de la source. De plus, nous avons proposé plusieurs candidats pour les
composants d’un spin-engine. Par exemple, l’entité centrale de division de spin peut être
établie par des nanoparticules ou des états dégénérés de spin en présence d’un champ mag-
nétique [99,102] ou d’une anisotropie magnétique spintronique [109,121]. La rectification
spintronique peut être assurée par des spinterfaces [54, 110], des filtres de spin [102, 123],
un filtrage de symétrie au sein des MTJs [40] et des demi-métaux [124–126]. Troisième-
ment, nous avons discuté de la façon dont les spinterfaces et les états de division de spin
peuvent coexister dans un dispositif Co / C-MgO / Co MTJ, où C-MgO représente un
diélectrique MgO avec des interfaces en poussière de C et des lacunes en oxygène rempli
de carbone. Notre propre théorie ab-initio a prédit la formation de centres paramagné-
tiques (PM) par les atomes de carbone dans le MgO [109] et d’autres travaux ont démontré
la polarisation de spin élevée au niveau de Fermi des interfaces Co / C, d’où la présence
d’interfaces spatiales. Nous avons proposé que l’anisotropie spintronique générée par la
face crachée lève la dégénérescence sur les centres PM et génère des états discrets de spin-
split. L’examen successif de l’ensemble de données de magnétotransport acquis sur un
seul tel MTJ à température ambiante a révélé plusieurs caractéristiques préconisant une
génération d’énergie entraînée par la spintronique: (A) courant spontané dans la gamme
10 nA strictement liée à la configuration magnétique de le MTJ. Les IV de polarisation de
courant P et AP entrent dans le quadrant générateur d’énergie, lorsque V > 0andI < 0,
ce qui implique que les électrons circulent à contre-courant de la polarisation d’origine.
À V = 0, I , 0, le courant spontané est dépendant du champ: IP(V=0) = -22nA et
IAP(V=0) = -53nA ce qui dépasse fortement le décalage technique maximal de 500pA.
(B) Performances de la spin- tronique géante caractérisées par la magnétoréponse tunnel de
l’appareil, TMR (V = -3,5mV) = 315% et TMR (V = + 4,5mV) = -200% et à RT. Cet effet
ne peut pas être expliqué par le filtrage de symétrie comme dans les MTJ CoFeB /MgO /
CoFeB standard. (C) Les caractéristiques de magnéto-transport décrites en (A) et (B) sont
définies par des résolutions énergétiques très nettes entre 0,25-1,3 meV. Cela dépasse le
kBT d’élargissement thermique attendu (kBT(≈ 26meV)) de plusieurs ordres de grandeur.
Nous interprétons cet écart comme un blindage thermique des centres PM par le profil de
faible densité des interfaces sp des deux côtés. (D) Exclusion sûre des photocourants et des
thermocourants du schéma d’interprétation, puisque toutes les mesures ont été effectuées
dans l’obscurité et qu’aucune caractéristique de thermocourant n’est observée. Quatrième-
ment, nous avons développé un modèle de transport analytique basé sur le transport de la
fonction Greens à travers des dérivations FM, des interfaces sp des deux côtés et un dimère
PM à spin central. Un ensemble unique de paramètres conduisant à un accord approprié
entre les caractéristiques de magnétotransport simulé et expérimental renforce notre attri-
bution initiale de ces résultats au fonctionnement à température ambiante d’un moteur de
spin dans un dispositif MTJ à base de MgO. Par conséquent, ce dispositif MTJ unique
de 20μm de large produit 0,1 nW d’énergie électrique dans ses deux états magnétiques.
Les défis de reproductibilité de tels dispositifs de production d’électricité émerge des re-
strictions rigides sur le profil spintronique confiné requis pour la rectification efficace et
la collecte des fluctuations de spin. Dans notre système, la distribution spatiale des la-
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cunes d’oxygène dans le MgO et leur «population» par les atomes de carbone diffusés
jouent un rôle clé. Pourtant, ces processus sont presque impossibles à contrôler au niveau
atomique même avec les technologies de pointe actuelles. Le développement futur dans le
domaine de la spintronique permettrait de déterminer si les jonctions tunnel magnétiques
peuvent être utilisées comme batteries de spin dans des circuits intégrés ou dans des appli-
cations à plus grande échelle. Une stratégie intéressante pour les matériaux pour atteindre
la reproductibilité de la production d’énergie pourrait être: i) d’utiliser les centres PM
des molécules dans des jonctions similaires à celles décrites au chapitre Chapter 10, ii)
d’utiliser directement des électrodes CoFeB pour leurs propriétés de filtrage de symétrie
comme alternative aux spinterfaces et positionner explicitement les centres PM dans la
barrière MgO.
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Chapter 9

Introduction to organic spintrnonics

In this chapter the reader is invited to familiarize himself with the young field of organic
spintronics and discover the spintronic mechanisms we’ve experimentally unveiled in such
novel systems. We begin by presenting the basic notions of organic materials. This is fol-
lowed by an intuitive description of magnetic molecular compounds further we explain
why they are suited for spintronic applications. Then, we describe how organic magnetic
junctions can be assembles with these magnetic molecules. At last we describe how the
magnetoresistance effects arising in such molecular spintronic devices can be actively con-
trolled by bias voltage.

Traduction en Français:

Introduction à la spintrnonique organique

Dans ce chapitre, le lecteur est invité à se familiariser avec le jeune domaine de la
spintronique organique et à découvrir les mécanismes spintroniques que nous avons ex-
périmentalement dévoilés dans ces nouveaux systèmes. Nous commençons par présenter
les notions de base des matières organiques. Ceci est suivi d’une description intuitive
des composés moléculaires magnétiques, nous expliquons plus en détail pourquoi ils sont
adaptés aux applications spintroniques. Ensuite, nous décrivons comment les jonctions
magnétiques organiques peuvent être assemblées avec ces molécules magnétiques. En-
fin, nous décrivons comment les effets de magnétorésistance apparaissant dans de tels
dispositifs spintroniques moléculaires peuvent être activement contrôlés par la tension de
polarisation.

9.1 Background to Organic electronics

The field of electronics was restricted to inorganic materials until the discovery of semi-
conducting properties of doped polymers by A.J. Heeger et. al in the 70s [132]. This
discovery brought up the concept of utilizing organic materials in electronic compounds
due to their semiconducting properties. Within the field of organic electronics, many differ-
ent technologies have emerged. For instance, within consumer electronics, organic light
emitting diodes (OLEDs) are commonly used as high-quality screens [133]. In energy
generation, organic photovoltaic cells (OPVs) could in a perspective to shrink the manu-
facturing costs of transparent and flexible solar panels [134, 135]. In electronic circuits,
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organic field effect transistors (OFETs) were developed [136]. Organic materials utilized
in electronics can already in some cases compete with their inorganic counterparts and
bring new assets such as lightweight, flexibility, and low costs. Spintronics mostly relies
on the manipulation of the electron spin-state. In the most efficient inorganic systems, this
effect is based on the combination of the symmetry and consequently spin-filtering prop-
erties of the inorganic semiconducting (ISCs) spacers and the spin-polarization properties
of ferromagnetic electrodes that encapsulate them. The physics of organic semiconductors
(OSCs) is very different from their inorganic counterparts and the rest of this chapter will
describe in which manner OSCs can be beneficial for spintronic applications.

9.2 Electronic properties

9.2.1 Single molecule

A molecule is a group of two or more atoms linked together by chemical bonds. There
are two types of chemical bonds, i) ionic bonds - a purely electrostatic attraction between
ions of opposite charge, a single electron is shared between the two atoms. ii) covalent
bonds - the overlap of atomic orbitals when an electron is shared between a pair of atoms.
Due to the different geometry of the orbital overlap, there exist two subtypes of covalent
bonds, a) σ - bonds - a frontal overlap characterized by a strong bond and highly confined
electrons. b) π -bonds - a lateral overlap of p (or d) of orbitals, therefore a weaker bonding
and therefore more delocalized electrons. This later property of π -bonds gives them the
main role in the charge carrying properties of molecules.

Referring to Figure 9.1, the molecular orbital theory dictates that the a π - bond between
two pz atomic orbitals forms two pz molecular orbitals, a low energy π bonding orbital
and a high energy π∗ antibonding molecular orbital. The π - bonds lead to the formation
of delocalized electrons, which can be either delocalized on a portion of the molecule
or the whole molecule depending on its chemical structure. Therefore, the molecular
orbitals which are involved into charge transport are the highest occupied molecular or-
bital (HOMO) and the lowest unoccupied molecular orbital (LUMO). The energy levels of
those molecular orbitals are respectively equivalent to the conduction and valence bands
in inorganic semiconductors.

9.2.2 Molecular layers: transport properties

Organic semiconductors composed of molecular layers usually have no precise lattice
structure. Therefore, the cohesion between electrically neutral molecules is ensured by
relatively weak van der Waals or London forces. The weak molecular interactions result
in a small overlap of molecular orbitals, which almost excludes the formation of free de-
localized electrons in the bulk molecular material and therefore limits charge transport.
The morphology of molecular layers can be crystalline, polycrystalline or amorphous, de-
pending on the molecule’s geometry and its deposition methods. In each of these states
the electronic structure will be different and will affect the transport mechanisms in OSCs.
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Figure 9.1: Energy diagram of two interacting pz atomic orbitals and the resulting π
- bonding and π∗ - antibonding orbitals. The energy level of the π - bonding
orbital lies below the pz orbital’s level and forms the highest occupied molecu-
lar orbital (HOMO). The π∗ - antibonding orbital is of higher energy and forms
the lowest unoccupied molecular orbital (LUMO).

The injected charge carriers can follow two conduction scenarios: (i) Band Transport

- the strong overlap of π-orbitals generates quasi continuous energy bands [137], which
transport the injected charge carriers, as represented in Figure 9.2.a. As a note of men-
tion, this type of transport is much less likely to take place in OSCs as they hardly form
perfect crystalline structures. (ii) Hopping - the electron consecutively hops through lo-
calized pi-orbitals. This mechanism takes place in disordered systems with a weak overlap
of molecular orbitals [138], see Figure 9.2.b. Hopping transport strongly depends on the
temperature, electric field, presence of traps and carrier’s density in the material. In this
type of transport, the traveling electron may lose some of its energy and quantum state.

Historically, the first molecular spintronic devices were assembled of thick 40 - 200nm
molecular spacers [139–141], hence they were characterized by a strong hopping trans-
port. This led to a relative puzzling interpretation of the molecular transport results [142].
Molecular spintronics reached an important milestone when the molecular spacer was
substantially reduced and tunneling transport was reported in organic spin-valve devices
[54, 143]. This breakthrough brought on the concept of utilizing molecular spacer to tune
the polarization properties at the ferromagnetic-molecular interfaces rather than for their
purely transport properties. The following sections of this chapter depicts in detail the
current state of the art of the molecular spintronics.
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Figure 9.2: Schematic representation of band-like and hopping transport regimes. a)
Band-like transport arises in strongly ordered molecular structures and weakly
depends on the temperature. b) Hopping transport arises in amorphous molec-
ular layers and in the presence of a weak orbital overlap. It is characterized by
a complicated temperature dependence.

9.3 Molecular Spin-chains: magnetic ordering of

molecules

Developing organic spintronic applications for today’s and future societal solutions such
as organic memory elements [144, 145], organic solar-cells [135, 146], and even logic
units [147,148] implies a thoughtful understanding and efficient manipulation of the spin-
polarized transport taking place across the device. The unique way to actively manipulate
spin-polarized currents is through an external magnetic field. The chemistry community
reports about nine million know organic compounds. Some of these organic spintronic
candidates have magnetic properties as it is the case of transition-metal phthalocyanine
molecular complexes (TMPc). The major advantage of utilizing such magnetic molecules
in spintronic devices is the additional degree of freedom they enable to manipulate the
spin-polarized currents. This chapter is entirely devoted to the detailed description of the
effects arising in such hybrid molecular systems. The journey towards magnetic molecu-
lar spintronics starts with the description of these magnetic molecular elementary bricks.
Afterward, the structures that can be assembled with these molecular bricks are character-
ized. And at last, an overview of these structures and their implementation in molecular
spintronic devices is described.

9.3.1 Elementary bricks

Transition-metal phthalocyanine molecules

The history of phthalocyanine molecules starts at the beginning of the 20th century
when the first metal-free hydrogen-phthalocyanine molecules (H2Pc) were discovered.
Phthalocyanine (Pc) molecules are square planar (C8H4N2)

4 single decker macrocyclic
organic compound. These molecules are composed of four isoindole units held by the
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pyrrole nitrogen atoms, hence their four-fold axis of symmetry. The molecule has a two-
dimensional geometry and a broad ring of 18 π-electrons that are mainly responsible for
the charge carrier mobility. The metal-Pc compounds are characterized by a metallic ion
that forms covalent bonds with two of the central N-atoms, whereas the other two central
N - atoms form coordinate covalent bonds. In such a way, there are around 70 different ph-
thalocyanine based compounds discovered up-to-date. Whenever the central point of a Pc
molecule is occupied by a transition metal, for instance a Cobalt Co2+ cation, the result-
ing cobalt-phthalocyanine (CoPc) compound acquires magnetic properties. The schematic
structure of a CoPc molecule is visualized in Figure 9.3.

Figure 9.3: Single cobalt-phthalocyanine molecule. The central Co2+ cation forms two
covalent bonds and two coordinate bonds with the central ring nitrogen atoms.
The molecule has a very confined lateral dimension of the typical single atom
length, and it is considered as quasi-two-dimensional compound.

Molecular orbitals

It is well known that both the electric and magnetic properties of any material are de-
fined by its electronic properties, hence can be described by the atomic orbitals of the
material. In quantum mechanics, atomic orbitals are mathematical functions defining the
space region in which a single or a pair of electrons can be found with a given probability.
For instance, transition metals exert high electric conductivity and magnetism in part due
to their unfilled d electron sub-shells. The d-orbitals of a single transition metal atom are
denoted as dxy, dxz, dyz, dz2 and dx2–y2 . These five d-atomic orbitals are visualized in
Figure 9.4.

The metal-phthalocyanine compounds are classified under coordination complexes as
they are composed of an electron pair acceptor (metallic cation) and electron pair donors
(ligands). Furthermore, the interactions between metal ions and molecule ligand orbitals
in coordination complexes are described by the ligand field theory (LFT). When ligands
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Figure 9.4: The spatial orientations of transition metals d atomic orbitals. The five
orbitals denoted dxy, dxz, dyz, dz2 and dx2–y2are degenerate and the yellow
color stands for spin-down whereas green for spin-up. Figure taken from ref
[149].

surround the metal ion, the degeneracy of its orbitals is lifted through electrostatic interac-
tions. The geometry and spatial orientation between the interacting metal-ligand orbitals
dictate the energy split of the d orbitals energy levels. The electrostatic field generated by
ligands raises all of the d orbitals on the metallic center. In D4h symmetry the d orbitals
are split into molecular orbitals that are labeled according to their symmetry (within the
irreducible representation. As in this manuscript D4h symmetry group (central metal ion
interacts with 4 molecular sites in the same plan) CoPc complexes are of our main interest
we describe here only this scenario of ligand field interactions applied to a metal with a 3d,
4s and 4p atomic orbitals. Ligand field theory describes the energy splitting of 3d, 4s and
4p metals orbitals into the b1g(dx2–y2), b2g(dxy), a1g(dz2)andeg(dxzanddyz) subsets, as
depicted in Figure 9.5.

The electronic structure of MPs molecules

The material’s density of states (DOS) characterizes the number of accessible states to
be occupied and unoccupied by the system. As in the scope of this thesis we investigate
CoPc based spintronic devices, this section evokes merely the DOS of this MPc species.
The electronic and magnetic properties of CoPc molecules are dictated by the spin-splitting
of molecular orbitals (MO), hence the uncompensated spin-population. Brede et al. re-
ported the spin and orbital resolved density of state of a free CoPc molecule through ab-
initio calculations [151]. Figure 9.6 visualizes the theoretical results of this report. The
magnetic behavior is mostly mediated by the metallic molecular orbitals emerging at the
molecule through the insertion of the central Cobalt atom. At the Fermi level, exclusively
the dz2 MO situated at the central Co ion is present at spin-down DOS and not at spin-up
DOS. The SP-DOS of a free CoPc molecule is highly asymmetric near the Fermi level and
this results in the magnetism of these molecular compounds.
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9.3 Molecular Spin-chains: magnetic ordering of molecules

Figure 9.5: A molecular orbital energy level diagram for a square planar complex.

Left - 3d, 4s and 4p metal orbitals. Right - molecular ligand orbitals. Cen-
ter - Hybridization through ligand field interactions of the metal and ligand
orbitals. The band without (with) the star (*) correspond respectively to the
bonding (antibonding) subsets, and Δ represents the energy gap between dxy
and dx2–y2 subsets. Diagram taken from ref [150].

Figure 9.6: The geometry and the calculated density of states for a free CoPc molecule.

Spin resolved-DOS (SP-DOS) of a free CoPc molecule resulting from ab-

initio calculations. The color of the SP-DOS stands for the molecular orbital
symmetry, black outline for pz, blue for σ(s+px+py), green for dπ(dxz+dyz),
orange for dz2 and red for dσ(dx2–y2+dxy)molecular orbitals. Figure adapted

from ref [151].

9.3.2 Elementary constructions: assembled molecular layers

Single molecule spintronics have known some strong interest [152,153] and could be the
ultimate step in the miniaturization of the technological node. Nonetheless, in the scope
of this work we focused on molecular magnetic tunnel junctions, which implies working

101



Chapter 9 Introduction to organic spintrnonics

with molecular layers. It turns out that the crystallographic structure of MPc molecules
makes them into ideal candidates for organic spintronic applications. MPcs can naturally
form two different polycrystalline structures, the α and β phases. The polymorphism of
MPc molecules is characterized by a column-like structure along the b axis and forms
vertical pillars of MPc molecules. The α and β phases differ by the stacking tilt angle and
between the consecutive molecules in the column. Figure 9.7 represents the ideal α(65.8◦)
and β(42.9◦) polycrystalline phases with their characteristic tilting angles [154].
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Figure 9.7: Polymorphism of MPc stacks. Stacking arrangement of CoPc molecules
along the b-axis. At the left, α phase (left) with a 65.8◦ tilt between the b-
axis and the molecular plane. At the right β phase with a 42.9◦ tilt. Figure
adapted from ref [155].

The stacking phase of the MPcs can be defined through the molecular layer’s deposition
process. The polycrystalline α phase of MPc films arise when the molecules are evaporated
onto a substrate which is at room temperature [156]. The β phase is achievable if the
deposition is performed on a higher-temperature substrate or upon annealing and α phase
at 200◦C [157]. The high crystalline structure along the b-axis of MPc molecular layers
plays a key role in their implementation within vertical hybrid organic junctions. The
phase type defines the distance between two vertically adjacent metal ions; thus, it defines
the overlap of metallic orbitals and dictates both the electronic and magnetic properties of
the MPc molecular layers. It was reported that the α phase of MPcs stacks give rise to an
antiferromagnetic (AFM) coupling between the vertically adjacent molecules of a single
column [158–161]. Additionally, it was reported that the β phase stacking structure gives
rise to FM magnetic order [162]. In the following section, a more detailed description of
the magnetic interactions arising in CoPc molecular layers will take place.

9.3.3 Spin-chains: antiferromagnetic order in molecular layers

As discussed previously the magnetism of each MPc molecule is triggered by the central
transition metal atom. Therefore, the stacking geometry of MPc complexes and the mag-
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netism individual molecule implies the presence of magnetic interactions within between
single molecules originating in the naturally arising vertical pillars of MPc. Experimen-
tally Chen et al investigated the long-range superexchange interactions in molecular layers
of CoPc complexes [163]. The coupling of each spin moment with its neighbors was
probed by means of spin-flip inelastic electron tunneling spectroscopy (IETS) (see Section
9.4 for a description). The authors demonstrated the arrangement of CoPc molecules in
one-dimensional CoPc-chains and that an antiferromagnetic ordering occurs in these struc-
tures. Superexchange interactions hence antiferromagnetic (AFM) order in the molecular
chains arises when an electron from the pyrrole N Eg orbital of the Pc hops on the cobalt’s
dz2 orbital, the remaining unpaired electron interacts with dz2 orbital of the Co center of
the molecule beneath it, see Figure 9.8 below. This superexchange mechanism was further
confirmed by ab-initio calculations by Serri et al. [162]. These aforementioned interactions
at both sides of each CoPc molecular plane bound the vertical structure and established the
one-dimensional spin-chain (as each of the molecules carry a spin-moment).
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FIG. 4 (color online). Superexchange mechanism.

(a) Illustration of the superexchange interaction in a molecular

chain. (b) Spin configuration in superexchange. The bridging N

atom is marked by a dot. The nodal plane (dashed line) of the

tal passes through two pyrrole N atoms and the central Co

ion. (c) The spectra at different locations of the molecule.

ip image of a CoPc molecule on the third layer at

4 K. The bias voltage was fixed at 17 2 mV [indicated by

arrows in (c)] during mapping. The mapping with positive bias

has similar shape, but less contrast. The modulation was 2 mVat

Hz. The molecular structure is superimposed on the image.

dashed circle indicates the bridging N atom. (e) Charge

density of ded by the first-principles calculation.
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Figure 9.8: Spin-chains and superexchange mechanism. a) Superexchange mechanism
between consecutive CoPc molecules. The dashed red (change color) line rep-
resents the interaction between the unpaired electron of the Eg orbital of the
pyrrole N and the dz2 orbital of the cobalt beneath it. The solid blue line (left
and right) corresponds to the transferred electron from the Eg orbital to the dz2
orbital above it. b) Schematic representation of a 1D CoPc spin-chain. Figure
taken from ref [163].

Chen et al. [163] have experimentally observed the presence of an AFM spin-chain in
CoPc molecular layers with an 60◦ ± 3◦ tilt angle, which is in good agreement with the
ideal polymorph α phase at 65.8◦ tilt angle. Independently, Serri et al. have demonstrated
through magnetic susceptibility experiments that the α phase powder exhibits a strong
AFM coupling, whereas the β phase is prone to exhibit a much weaker AFM coupling. The
magnetic order discrepancy originates from the structural stacking difference, hence, in the
orbital overlap in each the two phases. In the α phase, the dz2 orbitals experience an overlap
whereas in the β phase knows no overlap of incident dz2 orbitals. The strength of the
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magnetic coupling within the spin-chain is characterized by the exchange energy between
two consecutive centers. The experimentally reported α phase exchange energies range
between 70K to 106K according to Serri et al. [162] and close to 200K according to Chen
et al. [163]. In both cases the AFM exchange energy measured experimentally in CoPc
spin-chains remains lower than room-temperature. It turns out that the exchange energy
of the spin-chains depends not only on the stacking geometry of the molecular layer but
also on the magnetic properties of the hosting substrate. Furthermore, it was demonstrated
that the magnetic order of a spin-chain can be mediated by the magnetic hosting substrate.
This effect takes place when the end-member of a spin-chain is magnetically coupled to a
FM substrate. The room-temperature MnPc spin-chain’s AFM order reported by Gruber et
al. [156] doesn’t originate from an α phase structure of the molecules but is rather dictated
by the substrate’s magnetism. The authors grew few molecular layers on a ferromagnetic
Co substrate. By comparing standard magnetometry with an element sensitive studies by
X-ray magnetic circular dichroism (XMCD) authors were able to observe a ferromagnetic
(FM) interaction between the Co substrate and the 1st ML of MnPc.

NATUREMATERIALS 10.1038/NMAT4361 LETTERS

+3.09 Bµ
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−3.04 Bµ

Figure 3 | Adsorption geometry and magnetic properties of the MnPc stacking on Co deduced from DFT calculations. The red arrows represent the

of the spin moments. Note that the third layer dominantly exhibits a paramagnetic behaviour. The left inset represents the second-ML molecule

on top of the semi-transparent first-ML molecule. The right inset shows the relative alignment of the second-ML molecule (semi-transparent) to the

andmeanMnmagnetic moments. Because the Co reference XMCD
spectra retain a similar shape for all investigated MnPc thicknesses
(data not shown), this excludes a contamination-induced sign
reversal. Note that XMCD experiments were reproduced on
several samples.

To explain these results, we performed ab initio sity
functional theory calculations on the system shown in Fig.
which is energetically most favourable compared to othermolecular
stacking geometries (see Supplementary Information).We note that
the stacking geometry of the first two molecules is similar to that
for CoPc on Pb reported by Chen and colleagues . Relative to
the 3.10 of the free molecule, the Mn within first-ML MnPc

bits a reduced spin moment of 2.51 . This arises from the
formation of the spinterface, which involves the transfer of one
electron into the Mn ion, in agreement with the XAS results
presented in the Supplementary Information. The second-ML Mn
ion carries a spin moment of 3.04 with a preferred AFM
ordering relative to the first-ML Mn site and the Co substrate.
The calculatedmagnetic coupling strength is approximately 33meV
for the stacking geometry presented in Fig. —that is, much
stronger than the 18 meV reported by Chen et al. for
five-molecule-long CoPc columns . Among several key di erences,
Chen et al. report on AFM correlations whereas our results

cribe a molecular AFM ordering (MnPc) that is stabilized at
room temperature by a ferromagnet (Co). Note that the calculated
magnetic coupling strength depends strongly on the stacking
geometry that is considered (see Supplementary Information).
However, because we experimentally observed AFM ordering at
room temperature, the calculated coupling strength for the stacking
geometry in Fig. meV) is reasonable. The RT-LH-XMCD sign
reversal at 3.5MLMnPc thickness thus reflects a largerMnmagnetic
moment within second-ML MnPc compared to first-ML MnPc.
We refrain from quantitatively comparing the experimental and
theoretical Mn magnetic moments because the XMCD sum rules20

cannot yield accurate values of the Mn spin moment owing to the
overlap between the L and L edges21 22

Can this unusual AFM molecular ordering at room temper-
ature magnetically pin the underlying FM layer as can other
classes of AFM materials? To demonstrate this cornerstone of
spintronics called exchange bias using a molecular semiconduc-
tor and a FM metal, we measured the magnetic hysteresis loop
of Cu(100)//Co(20ML)/MnPc( samples where

0, 10 and 25ML (see Fig. a, Methods and Supplementary
Information). In Fig. a, we present the first loop for 25ML MnPc
at 14K after field cooling in a positive in-plane magnetic field

ng [001]) of T. The loop is highly asymmetric and

shifted towards negative magnetic fields. This shift switches sign on
reversing the direction of the applied field on cooldown, which is a

nature of exchange bias (see Supplementary Information). Simi-
larly the asymmetric shape is a signature of exchange bias23. Both the
shift and thewidth of the hysteresis decreasewith increasing temper-
ature. Referring to Fig. b, the exchange bias strength decreases with
increasing temperature, and vanishes around 100K, which is also
characteristic of exchange bias. Note that the limited magnetic-field
resolution in the hysteresis presented in Fig. b did not allow us to
observe exchange bias. Finally we observed the characteristic train-
ing e ect of exchange bias (see Supplementary Information). Thus,
our samples exhibit all the classical signatures of exchange bias.

s observation of exchange bias strictly implies several
conditions. First, the MnPc AFM molecular layers have to
provide additional in-plane magnetic anisotropy. We show in the
Supplementary Information that this is the case for at least first-
ML molecules. In agreement with this, cooling in a magnetic
field applied normal to the surface showed no exchange bias (see
Supplementary Information). Second, the magnetic referential of
the AFM molecular columns should not track the Co referential
below 100K. Yet, this is neither fulfilled for the AFM-ordered first-
and second-ML MnPc, nor for the magnetically uncoupled MnPc
(see 3.5ML MnPc data in Fig. s implies the presence of

rdered columns longer than two molecules that do not track
the Co referential below 100K. Our XMCD data set cannot be
conclusive on this point for two reasons: the limits of this technique
in probing long-range, homogeneous AFM ordering; and how the

eriment averages over MnPc columns with AFM ordering and
uncoupled paramagnetic molecules mainly originating from an
imperfect layer-by-layer growth. This latter point is compounded
by the correlation between molecular stacking disorder (see X-ray

ear dichroism in Supplementary Information) and uncoupled
paramagnetic Mn sites (see Fig. We therefore speculate that
a small proportion of third- and fourth-ML molecules lie flat and
form longer AFM-ordered columns (see inset of Fig. which,
ultimately, are responsible for the exchange bias observed with
thicker MnPc. In support of this, our ab initio calculations show a
preferred AFMordering of third-MLmolecules (see Fig. ) that is in

e with AFM correlationsmeasured within themolecular columns
of CoPc powder or thin films below 100K (ref. ).

To summarize, our combined experiments and theory reveal
how the magnetization of a FM thin film may promote and
control a steady-state AFM order within a paramagnetic molecular
film through exchange interactions present at the interface, or
spinterface. Conversely, this AFM order leads to an exchange
bias field on the FM thin film. Future studies could elucidate

NATUREMATERIALS | VOL 14 | OCTOBER 2015 | om/naturematerials

LETTERS NATUREMATERIALS 10.1038/NMAT4361

a c

Mn
Photon energy (eV)

Photon energy (eV)

In
te

n
si

ty
 (

a.
u

.)
In

te
n

si
ty

 (
a.

u
.)

780

Mn

Co

 I

(I )/2

 I

(I )/2

660 665650645 655

800

Sam
ple

Figure 1 | FM coupling of the first-MLMnPc onto Co. , The MnPc molecule

is composed of a central Mn in a planar symmetry, leading to a

total spin , Top view of the experimental geometry. , XAS across

Co es for left photon helicity (blue) and right photon

y (red) at 295K. The helicity-averaged XAS spectrum is referred to as

e line and is represented in dashed black. The di erence between

t and right photon helicities defines the XMCD (light blue). Its intensity

on the magnitude and orientation of the relevant

s magnetic moment. , Mn XAS and XMCD at 295K for a

coverage of 0.7ML. The XMCD is of the same sign as the Co

reference, implying a FM coupling at room temperature between the Mn

of the first-ML molecules and the Co substrate. All the XAS

were performed in an external magnetic field of 0.1 T.

allows us to exclusively consider the impact of magnetic coupling
between the Co andMnPc films while excluding contributions from
paramagnetic e ects. The second scenario, low temperature and

h field, denoted LT-HH, thus induces a magnetic alignment of
any paramagnetic Mn moments present within our ultrathin films
that yields the amplitude of XMCD. To first order, the di erence
between the RT-LH-XMCD and the LT-HH-XMCD thus reflects
the presence of paramagnetic Mn moments within MnPc.

At 0.7ML MnPc thickness, not only do the RT-LH- and
LT-HH-XMCD spectra have very similar shapes and intensities (see

but themagnetic field dependencies of theMn andComag-
netizations are nearly identical (see Fig. s indicates that all
first-MLmolecules are FM-coupled to theCo substrate, as discussed
above. At 1.9MLMnPc thickness, the RT-LH-XMCD spectrum dif-
fers in shape and intensity from that obtained at 0.7ML. Notably, we
observe a fourfold decrease in intensity at room temperature. This
cannot be explained in terms of a second ML that is magnetically
decoupled from the first ML, because the paramagnetic second-
MLmolecules would not contribute to the XMCD intensity and the
averaged XMCD decrease would at most be twofold. Also, if the
second-MLmolecules were paramagnetic, the LT-HHmeasurement
would align their moments to yield a XMCD spectrum of similar
intensity as that for 0.7ML, which is not the case. Instead, our data
are consistent with anAFMordering of second-MLMn sites relative
to the first-MLMn and to the Co film, in agreement with theoretical
calculations discussed below. The di erence in intensity between
the LT-HH- and RT-LH XMCD spectra for 1.9ML indicates the

tional presence of a paramagnetic contribution. We attribute
it to structurally disordered—and therefore uncoupled—molecules
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Figure 2 | Antiferromagnetic ordering of the MnPc molecules. , Mn

a across the Mn L edges measured at 0.7, 1.9 and 3.5ML,

ed by the quantity of probed MnPc (that is, by its white line

For every coverage, a pair of XMCD spectra are

represented, one at 295K with a field of 0.1 T to test the robustness of the

at 4.8 K with a field of 6.5 T to align the uncoupled

, Individually normalized magnetization of Co

Mn as a function of the applied magnetic field at 4.8 K. To acquire the

e, we measure the XMCD intensity at a single energy of

786.8 eV (647.0 eV) for Co (Mn). The inset schematizes the stacking of

ML MnPc onto Co consistently with XMCD and X-ray linear dichroism

The molecules in blue lie flat onto the surface and are magnetically

coupled, whereas most of the third- and fourth-ML MnPc (in green) are

ed and thus paramagnetic.

within the third-ML (see inset of Fig. b and X-ray natural linear
hroism spectra in Supplementary Information) that contribute

to our measurement at 1.9 MLMnPc (see Methods) as a result
of imperfect layer-by-layermolecular growth. For 3.5MLMnPc, not
only the di ering LT-HHandRT-LHXMCD intensities, but also the
Brillouin-like behaviour of the magnetization at higher magnetic
fields (see Fig. imply a strong paramagnetic signal for third-
and fourth-ML MnPc molecules. This corroborates the picture of
mostly uncoupled—and thus paramagnetic—molecules on top of
two AFM-coupled MnPc layers.

Interestingly, at 3.5ML MnPc, the MnPc RT-LH-XMCD and Co
XMCD are of opposite sign, and theMnmagnetization hysteresis at
low magnetic field ( =± T) exhibits an opposite circulation
to that of Co (Fig. s implies an anti-alignment of the Co
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Figure 9.9: Antiferromagnetic ordering of the MnPc molecules and the spin-chain

geometry. a) Normalized magnetization plots for the pure Cobalt substrate
(black), 0.9ML (3.5ML) of MnPc deposited on the cobalt substrate in blue
(red). b) Visualization of a trilayer MnPc spin-chain sitting in a Co substrate.
The red arrows correspond to the direction and amplitude of the local spin
moments. Figure taken from ref [156] .

In this respect, Figure 9.9.a demonstrates FM interaction between the Co substrate and
the first monolayer of absorbed MnPc molecules, as previously reported [164, 165]. One
can see that both the two curves in black and blue share the exact same magnetization
behavior, hence an FM coupling is necessarily present. Further through XMCD measure-
ments the AFM interactions between the 1st and the 2nd ML of CoPc was determined.
Referring to Figure 9.9.b, the formation of an MnPc spin-chain on a Co substrate is vi-
sualized with their respective magnetic moments. At the interface between Co and 1st

CoPc ML FM interactions take place, whereas afterwards the discrete magnetic moments
of each MnPc molecule are coupled in an AFM manner. In such a way, the development
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9.4 Spin-flip spectroscopy

of an MnPc spin-chain on a Co substrate was demonstrated at room-temperature. In this
manner, a major corner stone of molecular spintronics was reached, and the development
of MPc-based spintronic devices operating at room-temperature is foreseeable. The next
section of this chapter describes the excitation mechanisms of spin-chains and in what
manner these excitations may affect the transport through such systems once implemented
in spintronic devices.

9.4 Spin-flip spectroscopy

The main mechanism of exciting a spin-chain is to alter one or more of its discrete spin-
states by overcoming the exchange parameter J that defines the interaction between two
consecutive spin-states within the spin chains. The Heisenberg Hamiltonian describes well
the interaction between the spin states of the molecules:

Hint = –J
∑

i=1–→N–1

Si ∗ Si+1 (9.1)

Where Si is the spin of the ith site, J is the exchange parameter and N the number of
sites in the chain. A negative J corresponds to an antiferromagnetic coupling whereas a
positive J defines a ferromagnetic interaction. Experimentally the exchange parameter of
a spin-chain can be determined by performing an inelastic electron tunneling spectroscopy
(IETS). To achieve a submolecular resolution IETS is usually performed on scanning tun-
neling microscope (STM) setup. In this study the electron tunnels from the STM tip
through the CoPc layers to the conducting substrate. The tunneling electron can undergo
two different schemes: i) an elastic tunneling, where both the spin angular momentum and
the energy of the electron are preserved and, ii) an inelastic tunneling, where the electron
interacts with the tunneling environment and exchanges energy. If this exchanged energy
is higher than the exchange parameter J the spin-chain can be excited. Inelastic electron
tunneling spectroscopy (IETS) enables to measure the energy of discrete excitations to
investigate the electronic states within the tunneling barrier. Here we describe the mecha-
nisms of IETS using the simple example of a 3-layer long CoPc molecule deposited on a
metal substrate. In this case, the electron is tunneling through the molecules from(to) an
STM tip to(from) the substrate. The total spin of a single CoPc molecule has a spin of S =
1/2 from the singly occupied dz2 orbital. The IETS excitation of a single free molecule cor-
responds to the spin moment transition of m =| +1/2 >→ m =| –1/2 >, hence, dubbed a
spin-flip excitation. The 3-layer long AFM CoPc spin chain has a total spin moment SC =
0 (the first molecule is completely absorbed by the substrate and loses its spin state [163],
following the selection rules can only become SC = 1 upon the transition. The exchange
parameter J corresponds to the energy of the transition: SC = 0 → SC = 1 as depicted in
Figure 9.10.

As in this thesis manuscript we will examine the spin-flip excitations of a molecular
spin-chains embedded in a magnetic junction, see Section 10.4.3, the next Section 9.4.1
depicts the general spin-chain’s spin-flip transitions formalism.
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Figure 9.10: Schematic of a singlet state spin-flip excitation. The total spin SC = 0 at
the ground state of the 3-center long spin-chain. The excited state is defined
by a total spin SC = 1 as both the spin point in the same direction. A single
down spin spin-flips into an up spin. The transition energy corresponds to
the exchange parameter J that defines the strength of the AFM order within
the spin-chain. This transition takes place at a zero external magnetic field,
which can split the singlet state into a triplet state.

9.4.1 Spin-flip excitations of spin-chains

The elastic tunneling from the tip towards the metal substrate is represented in Fig-
ure 9.11.a.1-a.2. When the energy of the incident electrons is lower than the exchange
parameter J the excitation transition is forbidden. In terms of the IETS this can is equiv-
alent to the bias voltage being lower than the threshold voltage Vth = ± J/e (with e the
electron’s charge and J the exchange parameter). In this case the conductance dI/dV curve
obtained from IETS is characterized by a flat line for both polarities of voltage (V+ and
V–) as represented in Figure 9.11.c. Once the sourced bias voltage reaches thresholds at
Vth the energy of the incident tunneling electrons that can be lost by interaction with the
surrounding environment is equal or higher than the exchange energy between the two
spins. Hence, the transition SC = 0 → SC = 1 through an inelastic excitation is achiev-
able. During this inelastic excitation transition the spin moment of the tunneling electron
undergoes the following transition m =| +1/2 >→ m =| –1/2 > (Δm = -1) and the total
spin moment of the 3 center long spin-chain (but only two are really have spin-moments,
the first layer is quenched) undergoes a transition of SC = 0 → SC = 1 as depicted in
Figure 9.10. Therefore, the opening of an additional inelastic channel corresponds to a
spin-flip excitation of the spin-chain.

The opening of an additional inelastic channel increases the tunneling current, hence, a
jump in the conductance dIdV plot appears at the threshold Vth voltage, see Figure 9.11.c.
At bias voltages superior to the threshold value both tunneling channels coexist as repre-
sented on the left dI/dV graph (Figure 9.11.c). The allowed transition on the spin-chain
defines the population of tunneling charge carriers that can participate in its spin-flip ex-
citation. Within the example described herein, only one spin-channel (spin-up electrons)
can ensure the transition on the spin-chain SC = 0→ SC = 1. This simplified description
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Figure 9.11: Elastic and Inelastic tunneling and the respective conductance. (Left)
Schematic representation of the energy profile of an IETS-STMmeasurement
performed on a 3-center long spin-chain. The two states within the tunneling
barrier correspond to the spin states of the spin-chain depicted in Figure 9.10.
(a.1) Sourced voltage is lower than Vth = ±J/e, (a.2) Elastic tunneling: the
tunneling electron doesn’t have enough energy to excite the spin-chain, hence
break its exchange interaction. The spin moment of the electron is preserved.
Corresponds to the low voltage flat section of the conductance in (c). (b.1)
Sourced voltage is higher than Vth, (b.2). Inelastic tunneling: the tunneling
electron has enough energy to excite the spin-chain, its spin-moment under-
goes m =| +1/2 > m =| –1/2 > spin-flip transition. V > Vth and the
spin-chain can be excited and also undergo a spin-flip. (c) Conductance plot,
at –Vth < V < +Vth the conductance is flat - elastic tunneling. Opening of
the inelastic channel at V = | Vth | corresponds to a jump in dI/dV. Figure
adapted from refs [166,167].

of IETS-STM spin-flip excitations along a spin-chain portrays the experimental technique
used by Chen et al. [163] to determine the exchange parameter J and therefore the strength
of the spin-chains structure. Spin-flip excitations along the molecular spin-chain demon-
strates their sensitivity to the most easily accessible external stimuli as is bias voltage. The
enhancements that can be brought by molecular spin-chains to the interfacial properties
of the hosting magnetic substrate will be discussed in the following subsection. The con-
tribution of spin-chains to the magnetism of the hosting ferromagnetic substrates will be
discussed in the next section while the spin-chain mediated transport will be introduced
and examined in Chapter 10.
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9.5 Tailoring interfacial magnetism: Exchange Bias

One of the fundamental properties of a ferromagnet (FM) is its ability to maintain its
magnetic order under an external magnetic field, this effect is defined by the FM’s coer-
civity (HC). It was demonstrated that the interfacial coercivity of a FM material can be
altered in FM/AFM bilayers through the exchange bias (EB) effect [168, 169]. The first
subsection presents the simplified model of EB, whereas the manifestation of the molec-
ular spin-chain mediated EB effect in hybrid FM/AFM(molecular) bilayers is detailed in
the second subsection and at last the thermal stability of this the EB effect is discussed in
the third part.

9.5.1 Exchange-Bias

The effect of exchange bias can be demonstrated using the example of an FM/AFM
bilayer. The temperature (T) of the magnetic bilayer defines its magnetic order. If the
temperature is below the Curie temperature (TC) of the FM layer, then its FM order is
maintained. The AFM order of the AFM layer is preserved if the temperature is held
below the Néel temperature (TN). In Figure 9.12 below we visualize the sequence of
steps generating an EB at the FM/AFM interface. Referring to Figure 9.12, (1) the sys-
tem is initially at an intermediate temperature between the Curie and Néel characteristic
temperatures: TN < T1 < TC, hence the FM layer is stable whereas the AFM layer is
disordered. The magnetization loop along the easy axis of the FM layer in the initial state
(1) is symmetric around the zero-field mark. The coercive fieldHC of the FM layer in both
reversal directions is equal, HC1 = HC2. The two main components required to generate
EB within the system are, i) the coexistence of AFM and FM magnetic order within the
bilayer - the temperature should be below TN and TC (T < TN < TC), ii) an induced
magnetic reference to the system - applied external magnetic field HFC(HFC > HC1,2),
denoted field cooling magnetic field. To carry the system from its initial state (1) to ensure
the two above conditions, we need to perform a field cooling (FC) procedure. It consists
in continuously applying a strong external magnetic field HFC(HFC > HC–FM) along the
easy axis of the FM layer and cooling the system down below TN and TC.

Referring to Figure 9.12, in (2) state the magnetic moments at the FM/AFM interface
are FM coupled and pointing in the direction of the HFC applied during the FC proce-
dure. When the external magnetic field is progressively swept from a positive value in
Figure 9.12.2 to a negative one in Figure 9.12.4 the magnetization of the FM layer under-
goes a rotation. The interfacial spins of the AFM layer are aligned with the magnetization
of the FM layer and remain pinned in the direction of the field cooling by AFM interac-
tions of the layer. In such manner a unidirectional exchange anisotropy is induced into
the system (i.e. with a 2π symmetry). The coercive field of the FM layer in the opposite
direction of FC (here HC–) is increased as a result of the AFM pinning. As represented in
Figure 9.12, the magnetization loop of the bilayer shifts by an amount of the exchange bias
field HEB. HEB is proportional to new coercive fields: HEB = (HC+ + HC–)/2, where
HC+ andHC– are coercive fields at positive and negative field. In most cases the exchange
bias field HEB has an opposite sign to the field cooling field HFC, yet in some systems the
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9.5 Tailoring interfacial magnetism: Exchange Bias

Figure 9.12: Introduction of unidirectional exchange bias in a FM/AFM bilayer. Sim-
plified model of EB with uniform magnetizations, arrows within the circles
correspond to magnetic moments. Temperature scale of the system on the
left, with the characteristic T1, TC and TN temperatures. Initial state (1) -
Magnetically ordered (disordered) FM (AFM) layers leading to a symmetric
magnetization loop. The transition from (1) to (2) state is performed through
a field cooling procedure (see detailed described in text). In the (2) state at
T < TN < TC the magnetic exchange interaction between FM/AFM rein-
forces the coercive field by HEB. The figure is taken from ref [170].

two share the same sign [171].

9.5.2 Exchange bias generated by spin-chains

As discussed in Section 9.4.1 MnPc molecules were reported to form a stabilized AFM
spin-chain when deposited on a cobalt substrate. The same AFM spin-chains can exert
an exchange bias on the hosting FM substrate after a field cooling procedure as described
in the previous subsection, see Figure 9.12. Gruber et al. [156] were able to observe a
large exchange bias effect in a Co(20ML)/MnPc(25ML) bilayer. Figure 9.13 unveils the
magneto-optical kerr effect (MOKE) measurements performed on this bilayer at different
temperatures. The room temperature (RT) magnetization curve in red is symmetric around
the origin as TN < T < TC and no exchange bias is present at the interface. At RT the
MnPc layer is mostly disordered magnetically and exerts no detectable pinning strength
on the Co FM substrate. Once a field cooling is performed to T < TN at HFC = +0.2T
(in-plane) the magnetization of the bilayer is altered. The blue magnetization curve is
asymmetric and shifted towards negative fields by the exchange bias field. Increasing the
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temperature to 58K in green reduces the EB amplitude.LETTERS NATUREMATERIALS 10.1038/NMAT4361
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why the e ect is so strong, and clarify the origin of the thus-
phenomenological24 blocking temperature that is characteristic

of exchange bias by more decisively linking it to that for
intermolecular correlations. In addition, understanding this

interplay of magnetic interactions between FM metallic and
paramagnetic semiconducting molecular films a rms the growing
maturity25 of the organic spintronics field. Using a spinterface
to freeze the spin referential within an organic layer at room
temperature could, through suitably engineered intermolecular
magnetic interactions , promote e t spin transport from
an organic spinterface at room temperature within devices.

Methods and any associated references are available in the online
version of the paper
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Figure 9.13: Spin-chain origin of exchange bias in a hybrid FM/AFM bilayer.

Magnetization-field measurement of a Co(20ML)/MnPc(25ML) bilayer at
room temperature (red), at 58K (green) and at 14K (blue) upon an HFC =

+200mT field cooling. The asymmetrical shifter magnetization at 14K origi-
nates from an interfacial exchange bias. Figure taten from ref [156].

9.5.3 Blocking temperature of molecular exchange bias

Gruber et al. [156] reported that the exchange bias effect reached its maximum ampli-
tude at 14K (≈ -60mT) and decreased progressively with an increasing temperature before
completely vanishing at 100K its blocking temperature (TB), as shown in Figure 9.14.
Above 100K the unidirectional anisotropy induced by the AFM molecular spin-chains
vanishes, yet a fraction of the spin-chain maintains a certain AFM order even at room tem-
perature as discussed in the same paper. A proper manipulation of these effects within a
molecular magnetic tunnel junction requires a further understanding of the tight link be-
tween the blocking temperature of EB and the above discussed exchange parameter J of
the AFM molecular spin-chains. Remarkably the EB blocking temperature of 100K is in
an almost perfect agreement with Serri’s 106K [162] exchange energy (J/kB) extracted
from magnetic susceptibility experiments on alpha 200nm CoPc film on silicon substrate.

Exchange bias in inorganic compounds were reported to have much higher TB, tem-
peratures well above room-temperature were reported [172, 173]. The current record of
TB in hybrid molecular-ferromagnet systems doesn’t exceed 150K [174], hence a room-
temperature demonstration of the effect is still lacking. To overcome this complication a
more complete understanding of the interfacial AFM/FM exchange bias is needed [175].
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why the e ect is so strong, and clarify the origin of the thus-
far phenomenological24 blocking temperature that is characteristic
of exchange bias by more decisively linking it to that for
AFM intermolecular correlations. In addition, understanding this
interplay of magnetic interactions between FM metallic and
paramagnetic semiconducting molecular films a rms the growing
maturity25 of the organic spintronics field. Using a spinterface
to freeze the spin referential within an organic layer at room
temperature could, through suitably engineered intermolecular
magnetic interactions , promote e cient spin transport from
an organic spinterface at room temperature within devices.

Methods
Methods and any associated references are available in the online
version of the paper
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Figure 9.14: Temperature dependence of Exchange bias generated by MnPc spin-

chains. Each exchange bias value was extracted from aMOKEmagnetization
measurement after a system reset at 150K. Exchange bias vanished at 100K,
its blocking temperature. Field cooling performed in plane to the sample at
HFC = +200mT. Figure taken from ref [156].

Mastering and engineering the hybrid interface at the molecular scale could pave the way
towards room-temperature molecular exchange bias.

In this section we described the formation of one-dimensional spin-chains out of mag-
netic transition-metal-phthalocyanine molecules. Thereafter, the antiferromagnetic order
governing in these molecular spin-chains was characterized. The generation of an ex-
change bias field the hybrid ferromagnet-molecular spin-chain interface was also men-
tioned in detail. The next section describes a more general consequence interfacial interac-
tions taking place in metallic-molecular bilayers, namely the modification of the interfacial
spin-polarization and the formation of a new effective interface titles spinterface.

9.6 The rise of spinterface science

The high spintronic performances achievable in fully inorganic magnetic tunnel junc-
tions originate from the spin-selectivity of the tunneling transport channels. This useful
property in most cases is ensured by the combination of spin-polarization of ferromagnetic
electrodes, the symmetry filtering efficiency of the semiconducting barrier and the proper
continuity of wavefunctions at the interface [26]. In this respect, utilizing molecular semi-
conductors as the spacer of devices enables to overcome this constraint through interfacial
absorption of molecular compounds.

9.6.1 Spinterfaces: ferromagnet-molecule interface

When a single molecule is deposited on an inert substrate, for instance gold-Au, the
weak interaction regime of physisorption emerges through van der Waals interactions
[119]. The interfacial hybridization strength is defined by ΔE =| EF – εeff |, where
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εeff is the energy amplitude of shifted molecular energy level and EF the Fermi level of
the substrate, see Figure 9.15. The physisorption regime is characterized by very lowΔE,
typically in the range of 100meV. In the case of physisorption the electronic structure of
the molecule is barely frustrated, εeff ≈ ε0(ε0 is the isolated molecular energy state). On
the other hand, when a single molecule is deposited on a highly reactive metallic substrate,
the interfacial interactions generates chemical bonds. The molecular orbitals hybridize
with the large electronic bands of the metallic substrate, hence, the molecular electronic
structure is strongly modified. The chemisorption regime is defined by large hybridization
strengthsΔE, typicallyΔE > 1eV. The discreate molecular levels are energetically broad-
ened to a finite width Γ ≈ h̄/τ , where (̄h) is the reduced Planck constant and τ the lifetime
of the hybridized state. In a first approximation, the energy width of the hybridized level
Gamma is proportional to the density of state (DOS) of the metal. In FM metals the den-
sity of states is spin-dependent (DOS↑ , DOS↓), therefore the hybridization of molecular
levels will depend on their spin state. As a result, the level broadening and the energy shift
are respectively different for each spin population, i.e. ε↑

eff
, ε↓

eff
and Γ↑

eff
, Γ↓

eff
, see

Figure 9.15.
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Figure 9.15: Organic spinterface: spin-dependent interfacial hybridization. (top)
Schematic representation of a free molecule far away from the FM metal-
lic substrate and in contact. (bottom) The respective energy diagram of a free
molecule is a discrete the energy state (ε0. Chemisorption regime between
a FM substrate and a single molecule on it. The energy diagram depicts the
spin-dependent broadening Γ↑ , Γ↓, and the hybridization strengthΔ↑ , Δ↓.
The absorbed molecule forms a new effective interface with a new effective
spin-polarization, namely a spinterface. Figure adapted from ref [120].
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Spinterfaces: ferromagnet-molecule interface

The molecular-ferromagnet hybridization alters the interfacial spin-polarization prop-
erties and hence generates a new effective interface entitled "spinterface" [176]. The
emergence of a spinterface may entail two opposite effects, i) Enhancement of the raw
ferromagnet’s interfacial polarization PFM up to Pint, resulting in Pint > PFM, ii) Or
the inversion of the interfacial ferromagnet’s polarization, resulting in Pint = –PFM. The
mathematic formalism describing these the two effects was first introduced by Barraud et
al. [54] and further developed by their group members [120,177].

In this subsection we summarize the main ingredients of spinterfacial spin-polarization.
The inversion of Pint takes place when the energy broadening Γ is much higher than the
coupling strength ΔE, i.e. Γ >> ΔE, see Figure 9.16.b. This condition is fulfilled when
Γ strongly depends (Γ↑

eff
, Γ↓

eff
) on the spin state whereas εeff doesn’t (ε↑
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≈ ε↓

eff
). In

this case, the induced molecular DOS has an opposite spin-polarization sign with respect
to the FM’s SP and is almost in resonance with EF, see Figure 9.16.a. Topical Review
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Figure 9.16: Inversion and Enhancement of the interfacial spin polarization. (a)
Γ >> ΔE - results in the inversion of the raw FM’s polarization, hence,
Pint = –PFM. (b) Γ << ΔE - results in the enhancement of the raw FM’s
polarization, hence Pint > PFM. Figure reproduced from ref [120].

The enhancement of the SP occurs when the energy broadening Γ is much lower than
the coupling strength ΔE, i.e. Γ << ΔE. This condition is fulfilled when εeff strongly
depends (εup

eff
, εdown

eff
) on the spin state whereas the Γ doesn’t (Γup

eff
≈ Γdown

eff
). In this

case, the molecular DOS is positioned above EF, and can enhance the interfacial spin-
polarization by filtering (passing) a single spin-population (spin-filtering effect).

The modification of the interfacial spin-polarization, thus, the appearance of a spinter-
face is tightly related to the contact geometry, the metal-molecule distance, and the ma-
terials of the system with their respective electronic orbitals involved in the hybridization
on both sides. The high flexibility of chemical compounds potentially allows to tune the
above-mentioned properties and enables the chemical engineering of desired spintronic
performances within molecular spintronic devices.
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9.6.2 Measuring a Spinterface

A few years after the first demonstration of the organic spin-valve effect [139,140] which
is considered as the birth of the organic spintronic field Sanvito et al. [178] predicted from
a theoretical standpoint the generation of spinterfaces in FM-Molecular bilayers. The au-
thors performed standard density function theory (DFT) calculation to simulate the spin-
resolved interfacial density of states of Nickel-Tricene bilayer as a function of their sepa-
ration distance. They’ve observed a progressive spin-split and broadening of the Tricene’s
molecular orbital states as the distance was decreased, hence the interfacial polarization
was modified. The extent and the time frame of this novel work catalyzed the scientific
community and paved the way towards the young but very rich field of organic spintron-
ics. The footprint of a spinterface generation in a molecular spin-valve was missing for
several years due to the low quality of those early devices. As the processing of organic
spin-valves precludes the use of standard solvent-photoresist photolithography, other tech-
niques should be adopted. The first prototypical (vertical) organic spin-valve devices were
tailored with simple shadow-masking, hence were pretty large (≈ 50x50μm2). The low
quality of the interfacial molecular-ferromagnet hybridization and the weak homogeneity
of the molecular layers ruled out the observation of the spinterface effect within magneto-
transport. The interdiffusion of the top electrode within the soft organic material was
another limiting factor: this pushed scientists to work with thick organic spacers, which
complicated the investigation of spin injection. In 2010, Barraud et al. [54] were able
to achieve a tremendous advancement in the miniaturization of organic magnetic tunnel
junctions (OMTJs). The vertical miniaturization of devices allowed to shrink the organic
spacer and hence achieve a tunneling regime through the organic spacer. The authors uti-
lized the previously reported technique proposed by Bouzehouane et al. [179]. It consists
in using an atomic force microscope (AFM) tip to indent the bottom electrode-organic
spacer-photoresist stack and deposit therein a nanometer-size top contact. The typical
OMTJ processed within the nanoindentation technique is represent in Figure 9.17.a. The
authors were able to observe a giant 300% TMR at low 2K temperature in a nanometer
size LSMO/Alq3(2nm)/Co organic MTJ, represented in Figure 9.17.b. The half-metallic
manganite La2/3Sr1/3MnO3 (LSMO) was used for its almost perfect spin-polarization
at low temperatures [180], whereas the 8-hydroxy-quinoline aluminum (Alq3) molecule
was used as it was the most famous organic candidate in the early years of the field. This
result is monumental because the high 300% TMR amplitude experimentally observed
can’t be achieved without the molecular spacer. As tunneling is the dominating transport
regime the TMR ratio is proportional, according to Julliere’s formalism [4] , to the prod-
uct of electrodes polarizations. Assuming that the LSMO’s polarization is quasi total the
cobalt’s polarization required to ensure 300% of TMR is much higher than the experimen-
tally reported value [20] Such high polarizations at the cobalt side can only be reached as a
consequence of the molecular-ferromagnet hybridization, thus by the presence of a highly
polarized a spinterface. This work manifested the high importance of spinterface mediated
transport and triggered a further interest to the field.

Over the following few years, momentum began to rise around the direct measure-
ments of organic spinterfaces [151,181–183], especially the ones involving phthalocyanine
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Figure 9.17: Nanoindentation processes organic MTJ and the resulting giant 300%
TMR signal at 2K. (a) Nanosized La2/3Sr1/3MnO3/Alq3/Co organic
magnetic tunnel junction. (b) Butterfly shape TMR curve provided by mag-
netotransport measurements at 2K. The high amplitude of the TMR signal
evidences a highly spin-polarized transport through a spinterface at least on
the Alq3/Co interface. (Inset) 2K IV transport plots in P and AP configura-
tions as a result of different coercivities of both FM electrodes. Figure taken
from ref [54].

molecules. The main weakness of Alq3 spinterfaces is the geometrical form of this small
molecule and the resulting interfacial dipole fluctuations [184]. In this respect, metal-
phthalocyanine molecules are more suited to form homogeneous layers, hence facilitate
the detection of a more uniform spinterface.

The experimental advancements of Lach et al. [182] on the understanding of the spin-
terface generation on the atomic level confirmed the previous pioneering works of Ia-
covita [183] and Brede [151] Referring to Figure 9.18.a, the spin and atom resolved DOS
calculations (DFT+Coulomb) of a CoPc-Co spinterface manifests the role of the carbon
atoms ring (blue spheres) that forms covalent bonds (blue lines) with the Co substrate.
The central molecular Co atom plays a key role in the spinterface’s magnetism. A strong
ferromagnetic coupling appears between the Co-substrate and the Co molecular center,
whereas the ligands form weak AFM coupling with the Co substrate.

In 2013 the direct observation of a highly polarized molecular spinterface at room tem-
perature was reported by Djeghloul et al withManganese-phthalocyanine (MnPc) molecules56.
The authors used spin-resolved photoemission (SRPE) spectroscopy to directly measure
the spin-resolved band structure of the Co/MnPc interface. Incorporating ab initio cal-
culations, the authors were able to attribute the high asymmetry of PE spectra at EF to
the presence of a highly polarized spinterface, Pint ≈ +80% at Co/MnPc(2-2.6ML), see
Figure 9.18.b. The growing number of scientific reports consolidating the understanding
of phthalocyanine-based spinterfaces confirmed the pioneering forecasts of Sanvito [176]
and Barraud [54] that spinterfaces may arise on hybrid interfaces and can play a key role
in organic spintronic devices. The next subsection presents the current state of the art on
the magnetoresistance arising in phthalocyanine based organic magnetic tunnel junctions.
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confirmation of an MnPc-Co spinterface. (a) Atom and spin resolved DOS
calculation (DFT + coulomb interaction - U) of a CoPc molecule atop of
Co(001). Ferromagnetic coupling arises between the Co substrate and the
central molecular Co-center, ligands form weak AFM coupling. (b) Direct
photo-emission (PE) spectra of a MnPc-Co spinterface, closed (open) sym-
bols stand for the direct (inverse) PE spectra. The interfacial band-structure is
dominated by the majority channel, leading to P ≈ +80%. Figure taken from
refs [53, 182].

9.7 Phthalocyanine based magnetotransport

In 2015 Barraud et al reported nanosized MTJs with a thin CoPc spacer and Co elec-
trodes [185] employing the previously described nanoindentation technique. A unidirec-
tional magnetic anisotropy generating a tunneling anisotropy magnetoresistance (TAMR)
effect was observed upon field cooling in these devices. A careful examination of these re-
sults is very useful for the proper description and interpretation of our experimental results
on similar phthalocyanine based devices.

9.7.1 Unidirectional tunneling anisotropy magnetoresistance

The low temperature transport measurements indicate that tunneling is the dominating
transport regime. Therefore, the magnetoresistance signal of these devices is described
within the two-current formalism of Julliere [4]. The low T (2K) magneto-transport mea-
surements performed at the direction of FC (0◦) emphasize the induced anisotropy present
in the system. Referring to Figure 9.19.a, the saturation resistances at ±1T in the paral-
lel configurations P1 in same direction as HFC and P2 opposite in direction to HFC are
respectively different at 32GΩ and 30GΩ. As the transport mainly takes place through
spin-polarized tunneling this asymmetry of P1 and P2 resistances originates from the in-
duced anisotropy of the spinterface. As a consequence it was attributed to an TAMR effect.
This effect originates from the FC procedure, when a spin-reference is established within
the CoPc layers. Under the imposed unidirectional spin reference i.e. external magnetic
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Figure 9.19: Anisotropy term within low temperature magnetoresistance measure-

ment and its angular dependence. (a) Low T = 2K magnetotransport mea-
surement at Vbias = -200mV and 0◦ of external field, upon a +0.1 T (0◦) FC
procedure. The parallel resistances P1 and P2 are different (description in the
text). TAMR effect is defined between the two extremum resistance states at
0◦ and 90◦ (R90◦ green dotted line, dataset not presented here). (b) Angular
dependence of the P2 resistance state - unveils the combination of a unidirec-
tional and uniaxial anisotropy terms in the TAMR effect (description in the
text). Figure taken from ref [185].

The angular dependence of the device’s resistance in P state at+2T unveils its anisotropic
behavior containing two main components, see Figure 9.19.b, i) Uniaxial term - attributed
by the authors to the magnetization of Co electrode, ii) Unidirectional term - attributed to
the unidirectional anisotropy of hybrid interfacial states, thus similar to the footprint of a
spinterface. The assignment of the unidirectional anisotropy term to an interfacial origin
requires a temperature study, since analysing its blocking temperature can reveal its inter-
facial (by exchange bias) or spin-chain (structural order) origins. A careful comparison of
the temperature behavior of the unidirectional term to the blocking temperature of the in-
terfacial exchange bias effect reported by Gruber et al. [156] could reinforce its interfacial
attribution. In the results Chapter 10 we discribe a temperature study of similar unidirec-
tional magnetoresistance effects. Barraud et al. [185] discuss the spin polarization of the
two spinterfaces SPCo/CoPc and SPCoPc/Co In their Co/CoPc/Co nanopillar in terms of
the TMR signal detected at 90◦ magnetoresistance curve (not shown here). A TMR sig-
nal of –20% indicates that the hybridization taking place at the two phenomenologically
equivalent interfaces is different to the point of generating opposite spin-polarization at
SPCo/CoPc and SPCoPc/Co (within Julliere’s formalism). As discussed previously the
SP developed on the spinterface is tightly related to the interfacial hybridization and the
contact properties, hence the two interfaces should be of different quality (this issue is
well-known in the community of organic spintronics).

117



Chapter 9 Introduction to organic spintrnonics

9.7.2 Spin-flip excitations in phthalocyanine devices

The electrical excitation of molecular chains was reported by Barraud et al. a year later
[186]. Spin-flip excitations along molecular spin-chains were observed in MnPc based
MTJs. Using the same nanoindentation technique Barraud et al. were able to craft a
nanoscale junction of the following structure Co/H2Pc/MnPc/Co. The insertion of a
thin (1 nm) layer of H2Pc at the bottom interface enables a magnetic decoupling while
maintaining a molecular hybridization. Having a top MnPc/Co interface gives eventually
rise to both a spinterface formation and magnetic interaction such as exchange bias.

Figure 9.20: Magnetoresistance at the corresponding conductance. (a) Magnetoresis-
tance measurement performed at 90◦ (upon an 0◦ FC). (b) Conductance curve
for the low and high resistance states. Figure taken from ref [186].

In such a way, this hybrid molecular MTJ with a single magnetically interacting inter-
face serves as a ‘simpler’ example to apprehend the different physical effects arising in
such novel devices. Upon field cooling, at low temperature (2K) the magnetotransport
measurement reveal two resistance states for the two opposite parallel configurations: a
low resistance state at negative fields and a high resistance state at positive fields, referring
to Figure 9.20.a. As discussed previously in Section 9.4, the conductance measurement of
the device can inform about the opening of additional inelastic channels. Referring to Fig-
ure 9.20.b, the conductance the low resistance state is of a "V" shape and doesn’t present
any noticeable features, whereas the conductance in the high resistance state demonstrates
a "jump" at around ±25mV. This jump is interpreted as corresponding to the opening of a
spin-flip excitations channel along the MnPc spin-chains. The threshold value of 25mV is
in good agreement with the value of 17meV reported by Hirjibehedin et al. measured on a
trimer AFM chain of Mn atoms [187]. Comparing the threshold value of STM experiments
on single spin-chain with the threshold values extracted from transport measurements on
junctions enveloping thousands of inhomogeneous chains has to be done in a careful man-
ner.

From a theoretical standpoint, the opening of the spin-flip excitations channel above the
threshold voltage Vth should act as a spin-filter [152, 187, 188]. The spin-population that
can execute the spin-excitation on the spin-chain is dictated by the transition’s selection
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Figure 9.21: Magnetoresistance-bias voltage evolution at 2K for both magnetic field

directions. Figure taken from ref [186].

rules. Within a two-current model, the inelastic channel can be opened only by one spin
population, hence, should lead to a high spin-polarized transport channel which enhances
the spintronic performances of the organic device. Barraud et al. [186] observed a huge
MR effect in their sample, as represented in Figure 9.21. Yet alone, the opening of the
inelastic channel above ±25mV doesn’t seem to increase the TMR signal, hence increase
of the effective spin-polarization of the tunneling current. A clearer picture of the spin-
flip excitations effect on the magnetoresistance in phthalocyanine based junctions will be
depicted in the following results section.
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Chapter 10

Spin-flip excitations driven

magnetoresistance

10.1 Research motivations

In the previous introductory section, we’ve introduced phthalocyanine molecules, both
their magnetic and electric properties and the magnetotransport effect they elicit. This
section is entirely devoted to our experimental efforts to disclose the physical phenomena
in MPc-based magnetic tunnel junctions. The main goal of this project was to broaden
the current understanding of phthalocyanine-based organic devices [185, 186, 189–192],
demonstrate their potential and catalyzer the interest towards the field organic spintronics.

Herein, we propose a description of an effect that enables an active control over the
magnetoresistance response of the device through an electric field. We observe that a spin-
polarized current flowing through the spin-chains embedded in a magnetic tunnel junction
is able to excite the chain, perturb the AFM order within the chain and therefore change
the magnetic interactions within the sample. The footprint of this latter effect is observed
in the magnetoresistance response of the molecular-based MTJ device, and its operation
will be discussed in details in this chapter.
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10.2 Thin Hybrid Films

10.2.1 Growth of thin layers

The fabrication of ultra-thin structures begins with a high quality, smooth and clean
substrate. In that respect, we’ve used commercial grade Si/SiOx substrates that were
cleaned by acetone, ethanol and isopropanol in an ultra-sonic resonator. A further clean-
ing is performed by "soft O2" + plasma. The preliminary procedure gives a clean and
smooth surface of 0.2nm RMS roughness. Substrates are then introduced into our team’s
hybrid multichamber cluster. The deposition of the whole functional junction’s stack on
the Si/SiOx wafer, namely "Cr(5)/Fe(50)/CoPc(20)/Co(10)/Cr(5)” (numbers in nm) is per-
formed through a shadow mask that patterns the shape of a common bottom electrode for
all of the future junctions. The fabrication of ultra-thin structures was carried out by PhD
colleague E. Urbain. The architecture of the multiple junctions sharing the similar com-
mon bottom electrode is described in the lithography Section 5.1.1. All of the metallic
layers of Cr, Fe and Co are deposited by custom made DC magnetron sputtering with the
wafer held at room temperature. The thickness of the deposited layers is calibrated with a
a quartz microbalance, cross-checked by grazing incidence x-ray reflectometry, while the
morphology was inspected by atomic force microscopy (AFM) measurements [193]. The
deposition of CoPc molecular layers is performed by thermal sublimation in an organic
molecular beam epitaxy (OMBE) setup which is connect in-situ with the sputtering cham-
ber. Prior to the deposition the commercial CoPc powder is purified by sublimation and
re-condensation by several cycles. Cross-section measurements on a reference not pat-
terned wafer follow-up the deposition of the multilayer structure. For instance, conductive
tip AFM studies on the molecular layers give insight into the holes present in the organic
layers upon thermal sublimation. An interested reader may question about the nominal
20nm thickness of CoPc used in our devices: it was defined according to the AFM surface
studies (not shown here) indicating holes up to 5-8nm deep. Therefore, to avoid shot-
circuited junctions the thickness of CoPc was increased up to 20nm. An efficient approach
to further miniaturize the organic spacer is to decrease the diameter of the pillar so as
to to minimize the chances of retaining holes within the surface of the junction’s pillar,
or by changing the deposition protocol of the top electrode [194]. Magnetometry stud-
ies performed on the same reference wafer give an insight on the magnetic and therefore
structural quality of the deposited thin multilayer structure.

10.2.2 Magnetic characterization of thin films

Magnetotransport measurements require sharp parallel (P) and anti-parallel (AP) mag-
netic configurations. The choice of different materials and their respective thicknesses was
dictated by the decoupling requirement; hence this property of the Fe/CoPc/Co stack was
confirmed through low temperature (2K) SQUID magnetometry measurements, presented
on the Figure 10.1. The two ferromagnetic electrodes Fe(50nm) and Co(10nm) are mag-
netically decoupled and exert the respective coercive field HC ≈ 850Oe and HC ≈ 30Oe.

As a note of mention, no detectable EB is observed within these measurements since
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Figure 10.1: Low temperature SQUID measurement on the Fe/CoPc/Co hybrid tri-

layer. Both of the FM-electrodes are decoupled and have different coercive
field, Fe (blue) ≈ 850 Oe and Co (green) ≈ 30 Oe. No external magnetic field
was applied during the cooling procedure preceding to these measurements.
Measurements performed at 2K.

the cooling was performed without an external magnetic field. In Section 10.4.1 the effect
of field cooling on this structure in processed MTJs will be discussed. The decoupling of
the FM electrodes informs us that this multilayer thin stack can serve to define magnetic
tunnel junctions as we describe in the next section.

10.3 Nanosphere lithography process

Processing molecular MTJs is a challenging task considering the rational restriction to
use solvents and photoresist as they may degrade the molecular layers, hence the standard
photolithography process cannot be used. The field has thus been almost entirely restricted
to the study of macroscale junctions. As an exception that was discussed previously, the
nanoindentation technique, is a dry process technology which allows the manufacture of
nano-scale junctions without solvents. Yet, the technique tends to be complicated to set
up and to further obtain reproducible junctions as a result of structural damage to organic
layer and exposure of ultrathin layer to air. Inspired by Wang et al. [195] who presented
a novel a nanosphere lithography process overcoming these technological issues, our PhD
colleague E. Urbain adapted the technic to craft organic MTJs [193]. It consists in using
nanospheres as shadow masks to tailor the nanopillars, thereby bypassing the utilization
of photoresists or solvents. In order to tailor molecular MTJs, we’ve used a combination
of standard shadow mask depositions for the multi-layer structure and nanosphere shadow
masking for the definition of pillars, the lithography steps are represented on Figure 10.2.
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The main steps of the nanosphere lithography process of molecular MTJs:
I. Deposit the nanospheres on the surface of the sample (*) and cover the square pads

of the bottom electrode with kapton tape. Figure 10.2.b II. Use ion etching to tailor the
nanopillars protected by the shadow-masking nanospheres. Figure 10.2.c III. Deposit a
passivation layer of SiO2. The passivation layer serves to electrically decouple the par-
allel pillars with the same common bottom electrode. Figure 10.2.d IV. Remove the
nanospheres with an N2 gun, and the kapton tape. Figure 10.2.e V. Deposit through a
proper shadow mask the top metallic contact of Al/Au serving as pads for wire bonding,
hence electrical measurements. Figure 10.2.f

!"#!$#

!%# !&#

Figure 10.2: Nanosphere lithography process of molecular submicronic molecular

MTJs. The consecutive process steps (a) to (d) are described in the text
above.

In such a way, a single common bottom electrode (step.1) can incorporate up to 20
pillars, and this number is solely limited by the size of the top contacts deposited through
a shadow mask too (step.6). The lateral size on pillars is tightly related to the size of
the nanospheres used for the patterning of pillars and the geometry of the ion etching.
The experimental results on molecular MTJs were acquired on pillars of approximatively
500nm width.

The two main challenges of this technique are: i) to deposit the nanospheres in a con-
trolled manner on the surface of the sample (step.2). ii) to align the top contacts with re-
spect to the tailored pillars. The first prototypical depositions of spheres were performed by
simple mechanical manner(using vibrations), thus were rather uncontrolled. The current
upgraded version of the nanosphere deposition setup incorporates a x, y, z-axis controlled
nano-pipette tool enabling the depositing of nano-droplets of a highly diluted nanosphere
solution, hence a single sphere deposition can be achieved.
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10.4 Low temperature magnetotransport of

Fe/CoPc/Co submicronic junctions

The most important aspect of any transport measurements studies is a proper defini-
tion of the main transport mechanisms taking place in the device. A temperature and (or)
thickness study of the device’s transport may give insight on the transport mechanisms
taking place through the semiconducting spacer of the junctions. Nominally the molecular
CoPc layer is of 20 nm thick. Yet, this thickness is nominal as a result of the unavoidable
interdiffusion of the top electrodes heavy atoms within the soft molecular layers. This is
a well-known issue of organic spin-valves fabrication. To determine the transport mecha-
nism, we therefore rely purely on experimental observations. The magnetotransport effects
discussed in this chapter were acquired on a single Fe/CoPc/Co MTJ device, yet they were
repeatedly reproduced with different degrees of similarity in same and similar structures
of CoPc-based MTJs. To retain a clean and complete discussion we deviced to restrain
to this dataset, it is characterized by all of the observed magnetotransport features and is
of good quality excluding any trivial artefacts. The topic of molecular spintronics con-
tinuous to be investigated in our group, and more details could be found on this topic
in the following years. At room-temperature the resistance of this junction is relatively
small (R300K = 32kΩ), whereas at low 17K the resistance increased by an order of 104

and reachedR17K = 10GΩ. Such a huge temperature dependent increase of resistance im-
plies that the main transport mechanism is thermally assisted hopping, which is in principle
destructive for spin-polarized transport through the 20nm CoPc spacer. The observation
also hints that most likely the magnetoresistance signals detected in this junction originate
from the hybrid FM-Molecular interface rather than from a standard injection-detection of
spin-polarized current between FM electrodes.

10.4.1 Field cooling: crafting the junction’s magnetism

The measurement schematics is depicted in the inset of Figure 10.3. Therein a bias
voltage is sourced to the measured junction and the current drop is measured by a Keith-
ley amperemeter. In such a way, at a positively sourced voltage, electrons are traveling
from the bottom Fe electrode towards the top Co electrode, through the CoPc layers. An
interested reader can find a brief description of the transport setup used during these mea-
surements in the complementary Chapter 11.

As discussed previously, the field cooling procedure crafts the interfacial magnetism
of FM electrodes and the molecular in contact with them. The field cooling procedure
is performed within the sample plane and parallel to the bottom electrode (long stripe)
at HFC = –1T(0◦), see the Figure 10.3. The field cooling procedure starts at room-
temperature and finishes at low 17K, In Figure 10.3, we the temperature dependence of R,
which indicates a mostly linear increase of R when T goes down. As we will see in the fol-
lowing Section 10.4.2, the singularity of device’s transport at Vbias = 100mV complicated
the interpretation of its temperature-resistance dependence represented in Figure 10.3. A
complete FC study on nominally the same junction (Fe/CoPc/Fe) can be found in the
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Figure 10.3: Field cooling of the Fe/CoPc/Co junction. Linear increase of the resistance
with decreasing temperature performed at Vbias = +100mV and HFC = -
1T (0◦). Inset: Schematics of the measurement setup, bias voltage sourced,
and current drop measured along the device. At V > 0, electrons flow from
bottom to top.

complementary Section 11.8, it indicates that the thermal hopping is likely to dominate
transport and that the device undergoes a magnetic rearrangements during FC procedure.

10.4.2 Two-channels transport

Upon field cooling, the first transport measurement performed at low 17K temperature
are characterized by three main features, see Figure 10.4: i) the raw measured IV (black)
isn’t centered at the origin of the graph, characterized by a current offset, Ioffset ≈ –4.35pA
(blue). The offset has a purely technical origin and is related to the low-resolution of the
lowest 100pA range of our 2636 Keithley. Therefore, we can shift remove Icorr from all
measurements, and obtain the corrected current Icorr curve in red. ii) The raw IV has an
opening that is related to the charging and discharging of the device and to voltage-heating,
hence changing the bias voltage step changes the opening in IVs. iii) Both the raw (black)
and corrected (red) IVs have two slopes, the first one at the low ±50mV bias zone, and
second one appearing above this threshold values. The first two features (i) and (ii) will be
omitted in the results interpretation, and solely the third (iii) feature of the two IV slopes
will be carefully examined. In what follows, all of the presented experimental dataset will
be corrected by the same current offset, Icorr .

To further analyze the two slopes observed in the transport measurements we calculate
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the conductance dIdV based on the corrected IV measurement Icorr. The conductance
dIdV represent in Figure 10.5 clearly indicates an opening of an inelastic channel at voltage
threshold value Vth of approximatively ±55mV. The red dIdV is the raw derivative of the
IV curve at -1T, whereas the blue curve corresponds to the smoothed dIdV with a 5-point
moving-average.

Taking into consideration the IETS-STM experiments performed on molecular chains
of CoPc [163] and on other atomic chains [187] we recognize the footprint of spin-chains
excitations effects described in Section 9.4. In the low bias region, –Vth < Vbias < +Vth,
the transport takes place though the ground state of the spin-chains, as in this specific
region the conductance dIdV almost perfectly increases linearly Figure 10.5. As soon as
the bias voltage reaches the threshold value (Vth ≈ ±55mV) a sharp increase in current
provokes a prompt dIdV increase. The "jump" is interpreted as the opening of an additional
inelastic transport channel corresponding to the spin-flip excitation the spin-chain. The
inelastic channel’s opening i.e. the dIdV sharp slope is pretty much symmetric in voltage
andVth is the same for both voltage polarities. However, the amplitude of the dIdV’s jump
is rather asymmetric: it is lower for V < 0 (dIdV ≈ 200pS) and higher for V > 0(dIdV ≈
250pS). This may arise from the different spin injection at both sides of the junction,
since both electrodes are composed of different ferromagnetic materials and the structural
quality of the interfaces may also differ. In what follows we will refer to the low-bias
transport channel as the ground-state and respectively the high-bias (inelastic channel,
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Figure 10.5: Calculated conductance dIdV at 17K. Red dIdV is directly calculated
derivative of IV, whereas the blue dIdV is smoothed with a 5-point moving
average. Flat low bias region: –Vth < Vbias < +Vth, the conductance is flat.
Above the threshold bias voltage Vth, V >| Vth | a jump in dIdV corresponds
to the opening of an inelastic channel.

| V |> Vth) as the excited-state channel. In the ground state the different spin-chains of
CoPc maintain a natural AFM order, whereas once the spin-chain’s excited state is attained
the AFM order is frustrated at one or more magnetic centers. The next section describes
in detail the different spin-flip excitations that can take place along molecular spin-chains
in a nano-scale device.

10.4.3 Spin-flip excitations of CoPc spin-chains

Taking into consideration the lateral size of the junction, dpillar ≈ 500nm and the 20nm
thickness of the CoPc layer the length of CoPc spin-chains isn’t necessarily homogeneous.
Within a simplified system there may be three types of CoPc molecular chains with their
respective transition rules:

1) Single “free” CoPc molecules, with a total spin SC = 1/2 (ground-state). The spin-
flip event on the Co-atom corresponds to the transition: Δs = +1 andΔm = -1 that can be
ensured performed only by spin-down electrons. HereΔs andΔm correspond respectively
to the spin-state and to the spin-moment transitions on the CoPc’s Co atom.

2) Even chains of CoPc molecules are reduced to the same spin-flip scenario as single
free CoPc molecules, thus can only be excited by the spin-down electrons .

3) Odd chains of CoPc molecules, with the total chain’s spin-moment SC = 0 (ground-
state). The spin-flip excitation event on the Co atom corresponds to the transition: Δs =
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+1 and Δm = +1. This excitation can be ensured only by spin-up electrons.
According to the CoPc spin-chain length (odd or even), the spin-selection rules are

different therefore the spin population allowed to participate in the spin-flip excitation is
different. A peculiar IETS-STM study on the same exact molecular stack, and a further
control over the spin-chains on a molecular level is required to identify the exact spin-flip
transition taking place in such molecular junctions. Omitting the unknown exact spin-flip
transition along the molecular CoPc chains and which spin population is involved, the
magnetotransport measurements reveal an effect on the spin-excitation of the magnetore-
sistance of the molecular device. The description of this intriguing effect will be done in
the following section.

10.5 Magnetoresistance controlled by spin-flip

excitations of molecular spin-chains

The magnetotransport description will be done within the framework of the previously
evoked transport channels, namely the ground and excited spin-chain state transport chan-
nels. Magnetotransport measurements in the low voltage bias region, in the ground state
of the spin-chains are characterized by a low negative MR signal, as represented in Fig-
ure 10.6.
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Figure 10.6: Magnetotransport measurement performed at Vbias = 35mV (17K). Low
signal of MR ≈ –2%. Spin-chains of CoPc are in their ground-state at V <
Vth.

The device’s resistance response in its prepared by HFC = –1T M1 magnetic config-
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uration state is higher than the reciprocal saturation resistance inM2 at +2T. The weak
negative MR12 = –2% (in blue) is defined between the resistances levels of M1 and M2
configuration states. The relatively low amplitude of the MR12 signal implies that the
charge carrier transport taking place through the CoPc spacer isn’t highly spin-polarized
or (and) that the interfacial spin-polarizations are weak. The latter is less probable since
the spinterface’s presence was widely reported in similar systems [53, 156, 186, 196]. A
note of mentio to clarify the future MR terms discussion: i) The MR signal between the
two resistance levels in the spin-chain’s ground level (–Vth < V < +Vth) will be always
denotedMR12 since we compare the resistance between the device’sM1(–2T < Bext < 0)
and M2(0 < Bext < +2T) magnetic configurations, ii) In the excited spin-chain’s state at
| V |> Vth as we will see in Section 10.5.3 M12 won’t be discussed anymore since other
effects therein discussed would appear. The remaining unanswered question is whether or
not molecular spin-chains play a role in this low MR signal. In what follows a detailed
angular study of this MR effect will clarify this aspect.

10.5.1 Unidirectional magnetic anisotropy

As we’ve discussed previously, upon field cooling the AFM spin-chains introduce a
unidirectional anisotropy into the system, and according to the angular dependence of the
MR term it is mediated by a unidirectional component, see Figure 10.7.

The MR signal exhibits a unidirectional behavior which hints towards an interfacial
origin. The pz orbitals of the CoPc molecules undergo a strong hybridization with the
d-states of the Fe-atoms, the hybrid molecule-metal states are anisotropic which is at the
origin of the MR term we detect in the Fe/CoPc/Co junction. The two main arguments that
are in favor of the interfacial MR origin are:

1. The linear device’s IV response in the –Vth < Vbias < +Vth bias-range, and the huge
increase of resistance under a decreasing T, R17K/R300K ≈ 104, implies that thermally
activated hopping is the dominant transport mechanism rather than tunneling. Therefore
we propose to exclude spin-polarized transport through the device at first glance out of the
MR interpretation and tend towards an interfacial interpretation.

2. When one of the ferromagnetic electrodes is replaced by diamagnetic Copper elec-
trode a single magnetic molecular-ferromagnet interface is present within the device the
same unidirectional MR detected in the devices magnetotransport. See Figure 10.8 de-
scribing magnetotransport measurements on a Cu/CoPc/Fe molecular junction. This effect
has also been seen on a Co/CoPc/Cu junction [120].

Interfacial magnetoresistance (IMR) effect was reported in hybrid molecular-ferromagnetic
systems [144,185,186,197]. The first CoPc molecular layer is completely absorbed on the
Fe surface and the second CoPc molecular layer acts as a spin-filter [118, 152, 188]. The
spin-filtering molecular layer is seen by the incident charge carriers as a spin-dependent
energy barrier that gives rise to an interfacial spin-dependent resistance. In this respect,
the magnetic reversal of the Fe layer will provoke a resistance change which defines the
IMR effect.
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Figure 10.7: Angular variation of MR (V < Vth) and a typical unidirectional term.

Each point was extracted from an RH measurement at the respective angle of
applied external magnetic field.

Magnetic anisotropy of Cu/CoPc/Fe devices

Moreover, upon replacing one of the FM electrodes by a diamagnetic copper electrode,
we still detect the same IMR effect, but this time with a single magnetic interface embed-
ded within the device. Referring to Figure 10.8, low temperature magnetotransport upon
-1T field cooling in a Cu(50)/CoPc(16)/Fe(10) (numbers in nm) junction exhibit a weak
negative IMR ≈ –0.85%.

The change in the resistance between M1(Bext < 0) and M2(Bext > 0) device’s mag-
netic configurations can only originate from the reversal of the top Fe-electrode as visual-
ized in the insets of Figure 10.8. In M1 state the magnetization of Fe-atoms is pointing in
the same direction as the interface’s magnetization, whereas in M2 state the two are anti-
parallel. The reversal of the magnetic molecular layer is totally possible, yet it is tough to
describe by solely considering magneto-transport measurement and a more detailed study
is required. Yet, we suppose that the magnetic layer doesn’t rotate in the ground-state of
the spin-chains. The rotation of the interfacial magnetic layer englobing the first ML of
CoPc and the interfacial Fe-atoms will be discussed in the next sub-section.
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10.5.2 Low bias magnetoresistance effect

Returning to the double FM-electrode junction of Fe/CoPc/Co, both of the interfaces
can potentially develop a strong chemisorption at the interface and hence generate IMR
effects. One way of untangling the role of each interface in the MR signal of this device
is to compare the IMR at Vbias < 0 and Vbias > 0. This comparison is represented in
Figure 10.9.

The red MR12 is calculated from IVs in the M1(Bext = –1T) and M2(Bext = +1T)
states whereas the black MR12 is extracted out of RH measurements at each Vbias value.
We considered that the magnetic configurations are identical at Bext = ±1T and Bext =
±2T, since we observe the same resistance values, hence, we can compare the RHs and IVs
(extract) MR terms. The low signal-to-noise ratio and the low amplitude of the IMR signal
prevents us from discerning with confidence the MR bias polarity dependence. Taking into
account the presence of the same MR term in a single magnetic interface in Cu/CoPc/Fe
and the bias symmetry of the MR signal in Fe/CoPc/Co with two magnetic interfaces, we
consider that in this structure analogous effects arise at both hybrid-interfaces Fe/CoPc and
CoPc/Co. This implies that the resulting IMR can originate from a single magnetic inter-
face. Additionally, the unidirectional nature of the MR signal advocates for its interfacial
origin, hence the presence of an IMR effect. The further discussed field cooling effect in
Section 10.6.1 on IMR and its temperature dependence strongly reinforces the interfacial
interpretation of the MR detected in the ground state of the spin-chains. The following
discussion will now focus on the magnetotransport response of the device in the excited
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Figure 10.9: Bias dependence of IMR at 17K. Black - MR12 extracted out of RHs, Red
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state of the spin-chains i.e. at bias voltage above the threshold Vth voltage.

10.5.3 Spin-flip excitations driven magnetoresistance

The above discussed spin-flip excitations of the CoPc spin-chains takes place at a bias
voltage higher than ±Vth. Within a simplified description of such molecular spin-chains,
each molecule’s atomic center is characterized by a discrete magnetization. Upon spin-flip
excitations a single or multiple magnetizations along the chain are altered, hence the total
spin-chain’s magnetic AFM order is frustrated. Once the bias voltage is decreased below
Vth the spin-chain relaxes to its ground state and the AFM structure is reestablished. The
frustration of the AFM spin-chains at V > Vth reduces the coercivity of a strong magnetic
element within the device that can now be reversed at high positive magnetic fields. This
mechanism can be seen in Figure 10.10 below, which shows that at V > Vth an additional
MR term appears in RHs and that it is characterized by a huge coercive field HC ≈ 1.4T.
This effect takes place at both bias polarities. Here for the clarity of the effect’s description,
only V > 0 is presented. The negative bias voltage dataset is briefly presented in the
supplementary information Section 11.1.

The opening of the spin-flip excitations channel starts at ±50mV and smoothly increases
before reaching its maximum at ±75mV and the same exact progressive growth of the
additional MR term is observed in RHs between ±50 and ±75mV, as depicted in Fig-
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Figure 10.10: Magnetoresistance measurements performed at consecutive incremen-

tations of bias voltage at 17K. Black curves stand for the -2T → +2T
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The progressive opening of the inelastic channel from the starting point of
50mV gives rise to the appearance of an additional MR term that saturates at
100mV. The same effect takes place for –Vbias < –Vth but isn’t presented
here for simplicity.

ure 10.10.b. and Figure 10.10.c. In the spin-chain ground-state, at 20mV and 35mV solely
the previously discussed IMR effect is discernable in the RHs curves characterized by a
resistance change at the low field region. At V < Vth, the system is magnetically sta-
ble and solely the soft FM electrodes can rotate at their respective coercive fields. Yet,
the signal-to-noise ratio precludes the observation of an soft-electrodes AP configuration
magnetoresistance feature. The resistance difference between the negative and positive
fields resistance is attributed to the alignment of the electrodes and the blocked upon field-
cooling set of spinterfaces and spin-chains. Starting from 50mV and above an additional
MR effect is detectable and the RH is characterized three resistance levels, the previously
evokedM1 at -2T (Bext < 0),M2 at +1T and a newMAP state at +1T (see Figure 10.11.a).
The resistance of the M2 state increases compared to the respective resistances in M1 and
MAP with the increase of the inelastic channel in dIdV aboveVth ≈ 50mV. The measured
RHs above 100mV indicate that the MR effect saturates at 100mV and remains stable up
to 150mV exactly as the dIdV plots. To further unveil the origins and mechanisms of the
new MR term we represent the RH performed at 100mV, Figure 10.11.a and define the

134



10.5 Magnetoresistance controlled by spin-flip excitations of molecular spin-chains

three resistance states M1, M2, MAP and the respective MR terms, MR1AP: M1 vs MAP
and MRAP2: MAP vs M2 and the huge coercive field HC ≈ 1.4T. The choice of names
M1, M2 and MAP of the resistance levels will be clarified in Section 10.9 through the
description of the magnetic reversals taking place in this sample.
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Figure 10.11: Magnetoresistance measurement at 100mV and the bias dependence of

the two MR effects. (a) RH at Vbias = +100mV, M1 defined for negative
magnetic fields, MAP defined as the lowest resistance state at high positive
magnetic fields and M2 defined according to the highest resistance state for
positive fields below Bext ≈ 1.4T. The respective MR terms. (b) Bias depen-
dence extracted out of RHs at each consecutive bias voltage value. In red -
MR1AP: M1 vs MAP and in blue MRAP2: MAP vs M2 and in dark gray
the conductance dIdV (right axis).

Referring to Figure 10.11.b, the bias dependence of MR1AP seems to be relatively con-
stant in the range [-100mV; +150mV] within the signal-to-noise ratio. Whereas, MRAP2
tracks the conductance plot dIdV. At this level of interpretation, we ignore how MR1AP
appears to track dIdV for V < –50mV. In the low bias region –Vth < V < +Vth,MRAP2
is non-existing, but starts to progressively grow with the smooth opening of the inelastic
channel from Vbias± 50mV. The asymmetry of dIdV for positive and negative bias most
probably originates from the material difference in the top Co/CoPc and bottom Fe/CoPc
interfaces, hence a different spin-polarization available for the inelastic processes to take
place along the CoPc spin-chains. The other origin could be related to the structural differ-
ences, and hence a difference chemisorption at the two interfaces. Remarkably, the dIdV
asymmetry is also observed in the bias dependence ofMRAP2. The same behavior of dIdV
and MRAP2 implies that this MR effect is mediated by the inelastic transport that takes
place in the device. Yet, the mostly linear shape of the IV measurement, Figure 10.4. hints
that elastic tunneling isn’t the dominant mechanism in neither the ground-state nor the
excited-state (inelastic channel). Therefore, the spin-polarized transport origin of MRAP2
is less likely than an interfacial source as is already the case of MR1AP.

The huge coercive field HC separating the M2 and MAP2resistance states results from
the rotation of a strongly pinned magnetic element within the transport path of the de-
vice. The detailed examination of HC would allow to further examine the MRAP2 term
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appearing along the spin-flip excitation of the CoPc spin-chains.

10.6 Strong Spinterface’s magnetism

Extracting the bias dependence of HC field out of the consecutive RHs reveals that this
huge field is quasi-constant within the uncertainty of our measurement and is symmetric
in bias. Figure 10.12. summaries the bias dependence of HC (pink) and illustrates its
association with the conductance dIdV (gray). One can see that HC appears at the opening
of the inelastic channel in the conductance and remain at the same value during the growth
and saturation of the inelastic channel. For | V |< Vth, no HC is measured. The sharp
appearance of HC once the inelastic transport channel is achieved (V > Vth) may indicate
that the rotating magnetic entity (set of spinteraces adn spin-chain’s) is strongly coupled
at low T.
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Figure 10.12: Bias dependence of the huge magnetic field HC and the conductance

dIdV plot. In pink -HC was extracted out of RHs measured at the respective
bias voltages; the error bars are defined with respect to the magnetic step in
RHs of ≈ 500 Oe (graph scale on the left). In the low bias region, no HC is
detectable. In black - the conductance dIdV, graph scale on the right.

The characteristic coercive fields of the Fe and Co FM electrodes are two order of mag-
nitude smaller than the huge HC ≈ 1.4T detected in RHs. The reported exchange bias
effect [156, 196] arising at the hybrid molecular-ferromagnet interface is also one to two
orders of magnitude smaller than HC. These observations indicate that HC emerges from
the rotation of a strongly pinned magnetic element, such as for instance the magnetically
frustrated molecular spin-chain.
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10.6 Strong Spinterface’s magnetism

10.6.1 Effect of field cooling

The unidirectional spin-reference is implemented within the spin-chains during the field
cooling procedure. Therefore, we’ve compared the effect of FC on the RHs in the excited
state of the spin-chains i.e. the effect of FC on the huge coercive field HC. The previously
discussed HC ≈ +1.4T was extracted out of RHs performed upon an HFC = -1T field
cooling. Referring to Figure 10.13, we compare a negative FC (HFC = -1T) and a positive
FC (HFC = +2T (0 Oe)) and observation that the respective coercive field HC strictly
depends on the orientation of the FM electrodes upon or during the cooling, hence, a
negative FC gives a positive HC ≈ +1.4T and the positive FC gives a negative HC ≈
–1.4T. As a note of mention, the positive FC was done in the following way: +2T field was
applied at +120K, then turned off and the cooling was done atHFC = 0Oe, since both RHs
are similar to the extent of an invertedHC we concluded that the effect resetting the system
at 120K under +2T is permanent at remains during the cooling procedure. Both RHs
measurements were acquired under the exact same external parameters and can be used
unveil the dependence of HFC and HC. The small resistance offset of Roffset ≈ 0.5GΩ
between the two RHs probably originates from the wear of the junction after consecutive
FC procedures and one week of around-the-clock measurements.
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Figure 10.13: Magnetotransport measurements upon opposite field FC procedures.

Black - RH performed upon HFC < 0 (-1T). Red - RH performed upon
HFC > 0 (+2T). The huge coercive field’s amplitude doesn’t depend on
HFC, whereas its sign is opposite to the sign of HFC. Both measurements
are performed in the exact same conditions and differ solely by the FC pro-
cedure.

The field dependence of HC observed in Figure 10.13 strongly hints towards the spin-
chain origin of HC. During the field cooling procedure, the spin-reference is introduced

137



Chapter 10 Spin-flip excitations driven magnetoresistance

within the AFM order of the spin-chains, hence the easy axis this magnetic entity is defined
along this direction i.e. HC is defined by the sign of HFC. Generally speaking, magne-
totransport measurements are sensitive only to the fraction of magnetic entities participat-
ing in the transport of charge carriers and can’t be considered as standard magnetometry
measurements. Yet, one can inspect the origin of magnetotransport features through mul-
tifunctional temperature, angular and bias voltage studies. The next subsection describes
the temperature behavior of the different MR features and HC to further investigate their
origins and intrinsic origins.

10.7 Temperature behavior of magnetoresistance

We compared the temperature dependence of the huge coercive fieldHC and the twoMR
terms to further clarify the mechanism of their appearance. Upon a field cooling at HFC
= -1T, RH measurements were performed at consecutive incrementations of temperature
from 17K up to 120K. All of the measurements were done atVbias = +100mV andHC and
the MR terms were extracted out of each RH curve. Figure 10.14 presents the temperature
dependence of MRAP2 (black), MR1AP (red) and the huge coercive field HC.
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Figure 10.14: Temperature dependence of magnetoresistance ratios and the huge co-

ercive field HC. In black - MRAP2 : MAPvsM2, in red - MR1AP :
M1vsMAP and in pink -HC. Data-points extracted out of RHmeasurements
acquired after HFC = -1T cool down to 17K as temperature was iteratively
increased (17K –→ 120K).

Remarkably, both MR terms and HC share the same exact temperature behavior, sum-
marized in the following: All three signals reach their maximum amplitude at 17K, it re-
mains quasi-constant till 50K, then all three amplitudes begin to sharply decrease till they
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10.8 Breaking the huge magnetic pinning

reach their lowest detectable amplitude at 90K, further they completely vanish at 120K.
Somehow this temperature resembles to the exchange bias blocking temperature of TB =

100K of reported by Gruber et al. [156] on a Co/MnPc interface and the antiferromag-
netic coupling exchange energy in CoPc spin-chains reaching 100K reported by Serri et
al. [162]. Note that the temperature dependence of the EB reported by Gruber et al has
a different trend for T < 50K (see Figure 9.14). There are two possible sources for the
100K blocking temperature at which the MRs and HC vanish in our samples: i) the two
MR terms and the huge HC originate from the CoPc spin-chains present in the bulk of
the spacer, hence the 100K blocking temperature corresponds to the exchange energy of
CoPc-chain, or (and), ii) those features originate from the point of attachment at the inter-
face, hence to the interfacial exchange bias that fades at 100K leading to the disappearance
of MRs and HC. In any of those cases, the spin-chain origin of the MR terms and HC is
quasi-certain at this point.

10.8 Breaking the huge magnetic pinning

A remarkable event takes place in the 100mV RHs by when the measurement tem-
perature is increased. At 17K, the RH is highly asymmetric (see Figure 10.15). This
asymmetry endures up to T=58K. At 65K the RH becomes symmetric and is character-
ized by two huge coercive field at HC ≈ ±1T, as well as by an almost similar resistance
in M1 and MAP. A symmetric RH at 65K indicates that the strong magnetic entity being
reversed by the external magnetic field undergoes full magnetization reversal at 65K. The
presence of two HC fields at both field signs indicates that the previously pinned magnetic
entity is loosened by the additional thermal energy. One way of depicting this effect is
the following: upon field cooling, the strong magnetic entity is blocked in the prepared
direction, therefore its reversal at 17K at fields of Hext > HC isn’t complete, and it aims
to rotate back which generates an asymmetric RH characterized by a single HC = 1.4 T.
Note how this magnetic entity must be prepared electrically, i.e. for | V |> Vth. Once the
temperature increases the additional thermal energy brought to the system overcomes the
magnetic pinning.

In the last subsection of this chapter we combine all of the experimental observation
to crystalize a model describing the nature rotating magnetic entity and the role of spin-
flip excitations along the molecular spin-chains on the interfacial magnetoresistance effect
observed in this junction.

139



Chapter 10 Spin-flip excitations driven magnetoresistance

-2.0 -1.5 -1.0 -0.5 0.0 0.5 1.0 1.5 2.0

7.2

7.3

7.4

7.5

7.6

7.7

7.8

7.9

8.0

8.1

8.2

8.3

5.9

6.0

6.1

6.2

6.3

6.4

6.5

6.6

6.7

H
C
 = +1T

 RH
17K

R
 (

G
)

H
C
 = -1T

 RH
65K

H
FC

 = -1T; 0°

V
bias

 = 100 mV 

R
 (

G
)

Field (T)
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detectable.

10.9 Spin-chains driven magnetoresistance

Taking into consideration all of the previously discussed magnetotransport measure-
ments and their observations-based interpretations, we propose a model describing the role
of spin-chains in the bias-controllable unidirectional magnetoresistance signal of cobalt
phthalocyanine based magnetic tunnel junctions. This model relies on the main hypoth-
esis that the dominant transport ingredient is thermally activated i.e. thermal hopping
[198, 199] or consecutive multi-step tunneling [200]. Both of these effects can take place
in molecular spintronic devices and their inorganic counterparts. The dominant hopping
transport interpretation in our sample relies on fore strong experimental observations: 1)
The thermal dependence of the devices resistance is huge, R17K/R300K ≈ 104 (at V =
10mV)11.8, 2) Linear IV response in the –Vth < Vbias < +Vth bias-range at low T giv-
ing rise to an almost linear conductance dIdV in this region rejects elastic tunneling, 3) the
MRAP : M2vsMAP term is directly related to the bias-polarity of the devices conductance
dIdV and transport IV implying a strong interfacial component in the device’s magnetore-
sistance response, 4) The nominal thickness of the CoPc spacer is of 20nm, which is higher
than the standard tunneling spacer’s thicknesses [185, 186]. Rejecting these observations
and treating the magnetotransport dataset under spin-polarized transport formalism [4]
requires considering both FM electrodes and their respective spinterfaces in the interpre-
tation of the device’s magnetotransport response. In the herein discussed model we focus
only on the hybrid FM/Molecular interface in the treatment of the device’s magnetotrans-
port properties avoiding the consideration of the spin "analyser" electrode/spinterface.
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10.9 Spin-chains driven magnetoresistance

The field cooling procedure sets the spin-references within the system, namely, the ac-
tively participating in mangetotransport bottom device’s interface coupled to the FM elec-
trode. As a result both magnetic entities are aligned along the direction of the external field
generating a unidirectional magnetic anisotropy within the structure. As we assume only
it actively participates in magnetotransport for V > 0, i.e. when electrons transport from
the bottom to the top electrode. The bias control over the magnetotransport response of
this molecular MTJ is achieved by the opening of an additional inelastic spin-flip transport
channel above a given threshold voltage. The opening of this spin-flip excitations channel
is associated with introduction of spin-frustrations along the molecular spin-chains which
alters its magnetic structure and consequently shrinks the coercivity of the pinned FM
electrodes it sits on. This leads to two strictly different magnetoresistance signals below
and above the bias threshold schematically depicted in Figure 10.16.
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Figure 10.16: Magnetoresistance manipulation through spin-flip excitations model.

Resistance and the respective magnetic configuration schematics, arrows in
rectangles correspond to magnetization orientation of each respective ele-
ment defined in the legend. Only the bottom interface is considered as we
assume only it actively participates in magnetotransport for V>0, i.e when
electrons transport from the bottom to the top electrode. (a) spin-chain in
its ground state, V < Vth, The AFM spin-chain is within its unfrustrated
AFM order and the magnetic interface is pinned. The interfacial magne-
toresistance (IMR) effect originates solely from the rotation of the bottom
Fe-electrode. (b) spin-chain in its excited state, V > Vth, the spin-flip exci-
tations frustrate the AFM order of the spin-chain. The rotation of the spin-
chain and the interfacial magnetic layer is possible. The high resistance state
corresponds to the additional inelastic transport channel in the antiparallel
configuration of the Fe-electrode and the interfacial magnetic layer. The low
resistance state achieved atH > HC, arises from the rotation of the magnetic
molecule and the 2nd molecular layer.

Referring to Figure 10.16, we represent only the actively participating in mangetotrans-
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Chapter 10 Spin-flip excitations driven magnetoresistance

port bottom device’s interface since at V > 0 electrons are tunneling from the bottom elec-
trode of the sample to the top electrode. In panel (a) - below the bias threshold V < Vth
the spin-chain is in its ground state and retains its magnetic orientation upon the field
sweep between ±2T. In this case neither the spin-chain nor the bottom pinned FM inter-
facial layer undergo a magnetization reversal, only the bottom unpinned (soft) FM bulk
layer rotates at its characteristic low coercivity fields. Therefore, two magnetic configu-
rations M1 and M2 are achievable upon field sweeps, M1 resulting in a higher resistance
andM2 leading to a lower resistance state, the respective magnetization configurations are
schematically depicted in Figure 10.16.a. Finally, the unidirectional MR term originates
from the interfacial alignment of the FM bulk electrode and the rest of the pinned ele-
ments (the interfacial pinned elements and the spin-chain). In panel (b) - above the bias
threshold V > Vth the tunneling electrons have enough energy to excite the spin-chain’s
ground state and alters its magnetic order. In this case, an additional inelastic spin-flip
channel is opened, moreover this channel should be highly spin-polarized according to the
spin-selection rules defined by the spin-flip transition on the spin-chain’s centers. Since
the additional transport channels generates spin-frustration along the spin-chain the result-
ing coercive fields are decreased. Consequently, in panel (b) we observe three magnetic
configurations (M1, M2 and MAP), M1 defined only by an inversion of a single (for sim-
plicity) spin-chain’s center leading to an intermediate resistance state, M2 corresponds to
the excited spin-chain’s center and the inversion of the bulk FM (magnetically soft) layer
at low magnetic field leading to a high resistance state and MAP which appears upon the
huge coercive field HC that defines the rotation of the interfacial spin-chain’s element and
the pinned interfacial FM layer but not the whole spin-chain. Therefore,MAP doesn’t cor-
respond to a complete reversal and leads to the lowest resistance state, R(MAP) < R(M1).
A complete symmetric reversal would eventually require both resistances at ±2T to be the
same R(MAP) = R(M1).

RH plots acquired at 60K demonstrate simultaneously the presence of the same resis-
tance levels at ±2T and the presence of an intermediateMAP state giving rise to a the low-
est resistance state, see Section 11.7 for this data-set. Moreover, Figure 10.16 illustrates
the case of the magnetically pinned structure. This can be seen by the overall asymmetric
profile of the RHs in both cases, but especially at V > Vth. The magnetic field (H) sweep-
in (–2T → +2T) represented in blue is followed by the same sweep-out (+2T → +2T)
highlighting the magnetic pinning implement during FC procedure and present in this state
of the device. As we’ve seen in Section 10.7, the temperature dependence of the device’s
magnetotransport effects turns out to be crucial for its proper interpretation. Therefore,
Figure 10.17 continues the schematic description of our device and visualizes the effects
taking place upon the asymmetry breakage at 65K. Increasing the temperature from low
(17K) to an intermediate value (65K) breaks the asymmetry and gives rise to an almost
perfectly symmetry RH illustrated in Figure 10.17. This effect originates from the addi-
tional thermally mediated spin-frustrations along the molecular magnetic structure. Con-
sequently, the spin-chain’s magnetic reference implemented during the FC procedure is
depressed by these spin-frustrations. In the spin-chain’s excited-state (V > Vth) the re-
versals are complete leading to the same resistance response of the device in its magnetic
configurations at ±2T and ±0.5T, as schematically represented in Figure 10.17.
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Figure 10.17: Magnetotransport asymmetry breakdown at 65K. Resistance and the re-
spective magnetic configuration schematics, arrows in rectangles correspond
to magnetization orientation of each respective element. For simplicity of
the schematics the spin-chain magnetization isn’t represented.

The symmetric butterfly-shape of the RH at 65K is characterized by two coercive fields
HC = ±1 highlighting the complete reversal of all magnetic entities, namely the bulk soft
FM layer, the interfacial FM pinned layer and the first spin-chain’s element upon the mag-
netic ±2T sweeps. As we have previously seen, increasing the temperature reduces HC
and the MR terms. The MR1AP term is almost indiscernible at 65K and solely MRAP2
is still present but will a diminished amplitude, see Sections 10.7. Increasing further the
temperature completely cancels the molecular magnetic order and the resulting from its de-
vice’s magnetoresponse at around 100K. This blocking temperature is in coherent agree-
ment with the previous reports on CoPc spin-chains. The magnetic molecular origin of
these bias-controllable magnetoresistance effects is especially clear when we compare the
thermal dependence of HC, MR terms and the device’s overall resistance. According to
Sections 10.4.1 and 10.7, the device’s resistance remains mostly unchanged in the 17K-
100K region whereas HC and the MR signals undergo a strong decrease and completely
vanishes around 100K, which is confirmed by previous studies [156]. This implies that the
magnetic structure of the device is much more sensitive to increasing temperatures rather
than the transport mechanisms, such temperature sensitivity is characteristic for molecular
magnetism known for its rather limited thermal stability. This is a good example of the
advantages and tunability molecular/organic spintronics could bring once it attracts the
attention of the industry sector. Since, to achieve similar effects of pinning in inorganic
devices several additional functional magnetic layers need to be implemented within the
MTJs structure, herein it’s achieved purely by tailoring the magnetic molecular structure
of the device.
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10.10 Summary and perspectives

In this chapter, we introduced the transition-metal - phthalocyanine (TMPc) molecular
compounds as well as their electronic and magnetic properties. The structural aspects of
TMPc molecules were evoked, hence, the formation of vertically arranged molecular com-
plexes called spin-chains. Furthermore, we discussed the main interests of their adoption
in spintronic devices. We in particular emphasized how hybrid molecular-ferromagnetic
interfaces can alter, enhance or even invert the interfacial spin-polarization through orbital
hybridizations or charge projection, and hence generate spinterfaces. Additionally, these
interfacial mechanisms can alter the magnetism at the interfacial layer. Therefore, the two
main elements of spintronics, namely spin-polarization and magnetism, can be enhanced
at such hybrid molecular-ferromagnetic interfaces.

Firstly, the deep-rooted bottleneck of the magnetic tunnel junction fabrication with or-
ganic spacers was addressed. We presented a novel nanosphere lithography technique
enabling to overcome most of the issues of using molecules as the main spacing material
in junctions. This followed up with the demonstrated operation of sub-micronic junctions
processed with this nanosphere lithography technique.

Secondly, we probed the magnetotransport arising in such CoPc-based magnetic junc-
tions through transport, temperature, angle, and field cooling multifunctional measure-
ments. The resistance-temperature correlation evidences that the main transport mech-
anism through the device is thermally assisted hopping. The opening of an additional
inelastic transport channel above a voltage threshold value detected through conductance
measurements turned out to alter the magnetoresistance response. It appears that the in-
elastic channel is responsible for a spin-flip excitation along the molecular spin-chains and
that these excitations alter the magnetism of the device, therefore, its magnetoresistance
signal. This experimental study manifests that the unidirectional anisotropy interfacial
magnetoresistance effect can be tuned by addressing the CoPc molecular spin-chains em-
bedded between ferromagnetic electrodes at the correct bias voltage.

Our experimental achievements and their coherent interpretation can be considered as
the benchmarking of organic spintronics capabilities at the scale of hybrid magnetic junc-
tions. Once the process protocol of organic junctions is established and routinely mastered
the capabilities of organic spintronics are enormous, much richer and tunable than fully
inorganic spintronics.

The journey towards future-proof organic memory solutions is just at its starting point,
and a interdisciplinary physical and chemical studies must be conducted, yet the field of
organic spintronics remains a very exciting field to explore.

Traduction en Français:

Résumé et perspectives

Dans ce chapitre, nous avons présenté les composés moléculaires métal de transition-
phtalocyanine (TMPc) ainsi que leurs propriétés électroniques et magnétiques. Les aspects
structuraux des molécules TMPc ont été évoqués, d’où la formation de complexes molécu-
laires disposés verticalement appelés chaînes de spin. De plus, nous avons discuté des
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principaux intérêts de leur adoption dans les dispositifs spintroniques. Nous avons en par-
ticulier souligné comment les interfaces hybrides moléculaires-ferromagnétiques peuvent
modifier, améliorer ou même inverser la polarisation de spin interfaciale par hybridation
orbitale ou projection de charge, et donc générer des spinterfaces. De plus, ces mécan-
ismes interfaciaux peuvent modifier le magnétisme au niveau de la couche interfaciale.
Par conséquent, les deux éléments principaux de la spintronique, à savoir la polarisation de
spin et le magnétisme, peuvent être améliorés à de telles interfaces hybrides moléculaires-
ferromagnétiques. Premièrement, le goulot d’étranglement profondément enraciné de la
fabrication de jonction tunnel magnétique avec des espaceurs organiques a été abordé.
Nous avons présenté une nouvelle technique de lithographie par nanosphère permettant
de surmonter la plupart des problèmes liés à l’utilisation de molécules comme matériau
d’espacement principal dans les jonctions. Cela a suivi le fonctionnement démontré des
jonctions submicroniques traitées avec cette technique de lithographie par nanosphère.
Deuxièmement, nous avons sondé le magnétotransport se produisant dans ces jonctions
magnétiques à base de CoPc par des mesures multifonctionnelles de transport, de tem-
pérature, d’angle et de refroidissement de champ. La corrélation résistance-température
montre que le principal mécanisme de transport à travers le dispositif est le saut assisté
thermiquement. L’ouverture d’un canal de transport inélastique supplémentaire au-dessus
d’une valeur de seuil de tension détectée par des mesures de conductance s’est avérée
modifier la réponse de magnétorésistance. Il apparaît que le canal non élastique est re-
sponsable d’une excitation de spin-flip le long des chaînes de spin moléculaires et que
ces excitations altèrent le magnétisme du dispositif, donc son signal de magnétorésis-
tance. Cette étude expérimentale montre que l’effet de magnétorésistance interfaciale à
anisotropie unidirectionnelle peut être réglé en adressant les chaînes de spin moléculaires
CoPc intégrées entre les électrodes ferromagnétiques à la tension de polarisation correcte.
Nos réalisations expérimentales et leur interprétation cohérente peuvent être considérées
comme le benchmarking des capacités de spintronique organique à l’échelle des jonctions
magnétiques hybrides. Une fois que le protocole de processus des jonctions organiques est
établi et régulièrement maîtrisé, les capacités de la spintronique organique sont énormes,
beaucoup plus riches et réglables que la spintronique entièrement inorganique. Le voyage
vers des solutions de mémoire organique à l’épreuve du futur n’en est qu’à son point de
départ, et des études physiques et chimiques interdisciplinaires doivent être menées, mais
le domaine de la spintronique organique reste un domaine très passionnant à explorer.
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Chapter 11

Supplementary datasets

This chapter is entirely devoted to the complementary experimental datasets acquired on
the single Fe(50)/CoPc(20nm)/Co(10) submicronic hybrid magnetic junction. This strate-
gical choice was done to preserve a continuous comprehensive “story” in the main section
of the manuscript and to leave all of the supplementary information in an additional sec-
tion. The figures presented in this section are to be considered within the iterative descrip-
tion held in the main sections of the manuscript. Therefore, to avoid redundancy each plot
is only briefly introduced and contains a detailed caption.

11.1 Negative voltage magnetotransport comparison

The molecular magnetic junction is electrically connected in the following way: at posi-
tive sourced voltage electrons are traveling from the bottom Fe-electrode through the CoPc
spacer into the top Co-electrode, whereas for negatively sourced voltage in the respective
opposite direction. This section presents the comparison of magnetotransport at both volt-
age polarities. Referring to Figure 11.1, the MR effects are entirely symmetric in bias at
±35mV and ±50mV, thus the magnetotransport is unchanged by bias voltage polarity in
the ground-state of the spin-chain (V < Vth).

At ±50mV the transport channel is close enough to the ground-state since the inelastic
channel is just got accessible. Interestingly, at ±100mV both RHs aren’t similar in the
AP resistance states. This discrepancy most probably originates from the bias voltage
asymmetry of the conductance, as the amplitude of the inelastic channel is proportional to
the generation of the AP state (see the next Section 10.5.3).

11.2 Magnetoresistance voltage dependence

The voltage behavior of MR1AP and MRAP2 was discussed in the main sections of the
manuscript based on RHs data. Here, we present the complementary comparison between
the extracted MR signal and the raw MR obtained from IVs in the respective magnetic
states. The raw MR plots are in perfect agreement with the extracted MR terms and the
conductance dIdV, as one can see in Figure 11.2. The single tiny discrepancy can be seen
in the low voltage –Vth < Vbias < +Vth region in which the raw MR terms are pretty
noisy but still follow the general trends of extracted MR terms.
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Figure 11.1: Bias voltage dependence of magnetoresistance at low temperature upon

field cooling. All of the RHs were performed consecutively from negative
to positive voltages, –100mV → +100mV. Field cooling was done at -1T
(hence, HC > 0). Measurements performed at 17K, V < 0: e– flow through
Co/CoPc/Fe and for V > 0: e– flow through Fe/CoPc/Co. The black curves
correspond to the sweep-in and red corresponds to the sweep-back. RHs
are entirely symmetric in voltage at ±35mVand ±50mV. The asymmetry
at ±100mV originates from the asymmetry in dIdV and from the differences
at the two interfaces Fe/CoPc and CoPc/Co.

These experimental observations implies that junction charging effects discussed in the
main Section 10.4.2 aren’t affecting at first glance the magnetoresistance response of the
device. Note how the dynamical IV measurements and the static RH measurements lead
to the same MRAP2 and MR1AP signals.
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Figure 11.2: Magnetoresistance-voltage behavior and the conductance dIdV. Low tem-
perature MR terms extracted from RHs in dark blue& red, rawMR terms cal-
culated of respective IVs in bright blue & red and the calculated conductance
in dark gray.

11.3 Unidirectional anisotropy magnetoresistance

effect

As discussed in the main section of the manuscript both of the magnetoresistance terms
are tightly related to the magnetic anisotropy implemented within the system during the
field cooling procedure. Previously, we demonstrated only the angular dependence of
the negative MR term in the low bias region. The amplitude of MR: V < Vth feature
undergoes a progressive switch from –6.2% at 0◦ into +5.8% at0◦, as one can see in
Figure 11.3.

This mirror symmetry of the MR signal implies that it is regulated by a unidirectional
magnetic anisotropy, as previously reported by Barraud et al. In this supplementary section
we present the angular dependence of the MR terms in the excited state of the spin-chains,
hence performed at V > Vth. The MR: V > Vth also follow the trend of a unidirec-
tional anisotropy terms which implies a sign change in the effect’s amplitude between 0◦

and 180◦ configurations. Yet, we see that the MR at [45◦ – 135◦] range is more complex.
This arises from the AP resistance state that we probe at this angle values. Therefore we
decided not to consider these points. Consequently, the MR in both of the spin-chain’s
ground and excited states is mediated by a uniaxial magnetic anisotropy present in the
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Figure 11.3: Unidirectional magnetic anisotropy in the ground and excited states of

the spin-chains MR terms. Extracted out of RHsMR terms atV < Vth (red)
and at V > Vth (black) as a function of externally applied magnetic field at
consecutive angle values. The MR terms are defined between R(Bext = –2T)
and R(Bext = +2T) states. The amplitude of both MR terms is opposite
between 0◦ and 180◦. The red MR term follows a smooth transition and cor-
responds perfectly to a unidirectional behavior in dark gray. The black MR
term is also following a unidirectional trend, yet in the [45◦ – 135◦] range we
probe the high resistance M2 state; hence, these points shouldn’t be consid-
ered.

system. Considering the temperature studies (Sections 10.7) and the field cooling studies
(Section 10.6.1, the unidirectional anisotropy is attributed to the molecular antiferromag-
netic order implemented during the field cooling procedure.
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11.4 Complementaty angular study

In the last Section 10.9 of the main manuscript we brought up a model describing the
magnetoresponse of the device through the rotation of magnetic elements at one of the
interfaces, namely the pinned by exchange bias bottom electrode, the first layer of mag-
netized molecules and the spin-excited frustrated AFM spin-chain. This description is
fully justified by the experimental observations presented in this manuscript, yet it’s not
impossible that our model is too simplified. Therefore, here we present the raw magneto-
transport data acquired at different angles of magnetic field that can bring some additional
information about the rotation of different magnetic ingredients within the device. Most
likely in the M1 state the ferromagnetic electrode and the absorbed first molecular layer
are in parallel, as a direct consequence of the field cooling procedure. On the other hand,
the exact magnetic orientation is hard to determine only through magnetotransport mea-
surements. Referring to Figure 11.4, one can see that the resistance in the AP state is at the
same level as the resistance of the RH performed at 90◦ (in blue) and the low resistance
state MAP at 0◦ lays on the level of the RH performed at 120◦ (in purple). Taking into
consideration these similarities in the resistance levels, one can deduce that in the 0◦ - AP
state the electronic and magnetic configurations are similar to the 90◦ configuration case.
Similarly, the low resistance MAPstate eventually corresponds to the 120◦ configuration
case.
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Figure 11.4: Low 17K temperature magnetoresistance RH measurements at 0◦, 90◦

and 120◦ of externally applied magnetic field. The angular behavior
of the main resistance states M1(Bext = –2T), M2(Bext = +1T) and
MAP(Bext = +2T) can be attributed to the respective 0◦, 90◦ and 120◦

magnetic configurations between the bottom Fe electrode and the magnetic
interfacial layers.
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11.5 Temperature dependent magnetotransport

The temperature dependence of magnetoresistance was discussed in the main section in
terms of temperature dependent molecular order and interfacial exchange bias. In Section
3.6. the temperature effect on magnetotransport is assigned to the thermal softening of
the pinning CoPc spin-chains which can undergo a full reversal at 65K. Figure 11.5 visu-
alizes the key RH plots acquired at the same exact conditions and differing solely on the
temperature of the measurements.
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Figure 11.5: Temperature dependence of magnetotransport measurements between

17K and 90K. Normalized to R(M1) magnetoresistance measurements were
consecutively performed from 17K, 50K, 65K and 90K, at Vbias = +100mV
and upon HFC = -1T (0◦) field cooling procedure. The extracted HC values
are indicated at each respective RH plot.

One can see that at both 17K and 50K the RH is asymmetric in field, has a single
coercive field HC in the opposite direction to the field cooling procedure, whereas the
65K RH is symmetric in field and contains two HC values at HC =±1T. This return to a
symmetric RH implies that magnetic pinning is overcome by thermal energy at 65K, hence
R(M1) is quasi-equal to R(MAP). At 90K the MR signal is completely undetectable. The
blocking temperature of 90K may originate from the exchange interactions within the
molecular spin-chains or (and) the exchange energy between the molecular spin chain and
the FM electrode, namely the exchange bias effect that was reported to vanish around 100K
in such systems [156].
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11.6 Thermally assisted molecular chain’s spin-flip

excitations

In the main section of the manuscript the jump in conductance was attributed to the
opening of an additional inelastic channel. When this feature was compared with the
multitude of reports in literature [163, 186] on CoPc spin-chains it seems coherent that
it corresponds to the spin-flip excitations of the molecular spin-chains. Therefore, the
threshold voltage (Vth = 50mV at 17K) of this channel’s opening corresponds to the ex-
change coupling energy characterizing the spin-chain. In this supplementary section we
further confirm this interpretation we compared the temperature behavior of the conduc-
tance plots. Referring to Figure 11.6, the conductance dIdV plots acquired at 17K, 50K,
72K and 90K were shifted for simplicity and indicate three main things: i) The threshold
voltage Vth decreases from 50mV at 17K to 30mV at 50K and further decreases under an
increasing temperature, ii) the quality of the signal deteriorates when T increases and is
indistinguishable at 90K, iii) the effect is asymmetric with the bias polarity and the neg-
ative threshold voltage (–Vth) disappears already at 50K. This may indicate that the two
interfaces Fe/CoPc and CoPc/Co have different properties.
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Figure 11.6: Temperature dependence of the conductance dIdV at a +2T field. The
conductance measurements are calculated out of consecutively measured IVs
in the respective temperature values. Plots are smoothed with 5 points moving
average and shifted for simplicity.

As a note of mention, the conductance is independent to the magnetic field, thus these
dIdV plots are in good agreement with the previously discussed in the main section IVs at
±1T.
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11.7 Minor magnetoresistance loops

An interesting set of measurements was acquired at T = 60K andVbias > Vth (+58mV).
We were able to capture both the huge coercive field of magnetic molecular interface HC
and the huge retention field Hret which characterizes the unidirectional pinning of the
system. Referring to Figure 11.7, fore loops of RHs with different field sweeps showcase
the different magnetic rotations with the junction. As a note of mention, the consecutive
RHs are shifter in resistance for clarity.
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Figure 11.7: Minor magnetoresistance loops at 60K in the excited state of the spin-

chains. Black, red, green and blue are loops measured between -2T and re-
spectively +2T, +1.5T, +1.1T and +0.3T. Continuous line is the sweep-in and
the dotted line corresponds to the sweep-back. For clarity of representation
the RH loops where shifted. The resistance level of the sweep-in defines the
sweep-back and therefore the shape of the RH plot, see description in the text.

The reversal of the magnetic molecular layer and the coupled to it spin-chain character-
ized by HC and Hret can undergo two scenarios, i) in blue and green the resistance R(H)
doesn’t go below R[M1](–2T) and therefore the sweep-back (dotted line) is the same as
the sweep-in (continuous line). Consecutively, the RH profile is asymmetric, ii) Once the
resistance R(H) reaches the low resistance state, in red and black, the sweep-back takes
a different path which results in a symmetric RH profile with two HC and Hret values
(black RH). In pink - HC is the field defining the transition between R[M2](+0.5T) and
R[MAP](+1.75T). In black - Hret defines the transition between R[MAP](+1.75T) and
R[M1](+2T) =R[M1](-2T). At low temperatures (17K) Hret is much higher than the max-
imum 2T field achievable on our setup, hence it was only observed at 60K once it was
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reduced through additional thermal energy to detectable fields. At 65K the retention field
if lower that HC, hence the reversal of the interfacial magnetic layers is complete, and the
low resistance opening at high fields (Hext > HC) disappears.

11.8 Complementary field coolings

This section summarizes a full temperature range [300-10K] field cooling study on
Fe/CoPc(16nm)/Fe junctions. The field cooling was performed twice to check the re-
producibility of these observations. These junctions were processed with the same nano-
sphere lithography technique and are nominally of the same size as the ones discussed in
the main part (Fe/CoPc/Co). The FC process was performed at Vbias = 10mV, Bext = –1
at 0◦. At room-temperature (300K) the device’s resistance is equal to 2.3kΩ and it grows
to 1.05GΩ at 12K, the resistance increase ratio is around, R12K/R300K = 105. Referring
to Figure 11.8, such huge increase in the device’s resistance indicates: i) That thermal
hopping is most probably the dominant transport mechanism, ii) That the molecular MTJ
undergoes a magnetic restructurization, this effect is especially observable in the low tem-
perature range, when the resistance "jumps" from 10MΩ to 1GΩ between 25K and 12K.
We believe that the same effects take place in the discussed Fe/CoPc/Co junctions in the
main part of this chapter.
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Figure 11.8: Field cooling procedure applied to an Fe/CoPc/Fe MTJ device. Two con-
secutive field coolings from 300K(RT) down to 12K(LT) under Bext = –1T
at 0◦ and Vbias = 10mV. See for a description in the text.
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Chapter 12

General conclusion

In this research work, we’ve highlighted the role of confined nanotransport paths in spin-
tronic devices and the spectacular capabilities they can bring once thoughtfully crafted.
We’ve seen in Part I that oxygen vacancies generate a particular temperature- and energy-
dependent profile in the MgO band gap that alters the commonly accepted magnetotrans-
port scheme of common-place sputtered MgO-based MTJs. Addressing these localized
states with a continuous photon flux alters the tunneling symmetry-dependent potential
landscape and consequently modifies the spintronic performances of the device. In Part II
we’ve seen how the confined asymmetric profile of nanotransport paths is suited to rec-
tify thermal fluctuations on paramagnetic centers and convert them into a current flow.
This is the precise definition of an energy harvesting engine that converts thermal fluctu-
ations of the surrounding medium into a useful electrical power. In Part III, we’ve seen
that nanotransport paths formed by molecular spin-chains give the possibility or alter the
magnetoresponse of such devices in a controllable manner. These scientific results remain
highly perspective and some of the herein presented efforts are performed by our group
to further investigate this subjects. For instance, during my PhD several synchrotron runs
were completed to establish a novel in-operando spectroscopical technique with focalized
X-rays. Shinning highly energetic element sensitive X-rays on an operating MTJ device
can reveal the role of nanotransport paths in spintronic devices [88]. Our groups scientific
interests are oriented towards the development and optimization of this in-operando tech-
nique to further to expand our current understanding of nanotransport paths in spintronic
devices and further bring quantum physics to real-world devices.

Traduction en Français:

Conclusion général

Dans ce travail de recherche, nous avons mis en évidence le rôle des chemins de nan-
otransport confinés dans les dispositifs de spin-tronique et les capacités spectaculaires
qu’ils peuvent apporter une fois conçus de manière réfléchie. Nous avons vu dans la par-
tie I que les lacunes d’oxygène génèrent un profil particulier dépendant de la température
et de l’énergie dans la bande interdite MgO qui modifie le schéma de magnétotransport
communément accepté des MTJ à base de MgO pulvérisés en lieu commun. L’adressage
de ces états localisés avec un flux de photons continu modifie le paysage potentiel dépen-
dant de la symétrie tunnel et par conséquent modifie les performances spintroniques du
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dispositif. Dans la deuxième partie, nous avons vu comment le profil asymétrique con-
finé des chemins de nanotransport est adapté pour recréer les fluctuations thermiques sur
les centres paramagnétiques et les convertir en flux de courant. C’est la définition précise
d’un moteur de récupération d’énergie qui convertit les fluctuations thermiques du milieu
environnant en une puissance électrique utile. Dans la partie III, nous avons vu que les
chemins de nanotransport formés par des chaînes de spin moléculaires donnent la possibil-
ité ou modifient la magnétoréponse de tels dispositifs de manière contrôlable. Ces résultats
scientifiques restent très en perspective et certains des efforts présentés ici sont réalisés par
notre groupe pour approfondir ces sujets. Par exemple, au cours de mon doctorat, plusieurs
essais de synchrotron ont été réalisés pour établir une nouvelle technique spectroscopique
in-operando avec des rayons X focalisés. Faire briller des rayons X sensibles aux éléments
hautement énergétiques sur un appareil MTJ en fonctionnement peut révéler le rôle des
chemins de nanotransport dans les dispositifs spintroniques [87]. Les intérêts scientifiques
de nos groupes sont orientés vers le développement et l’optimisation de cette technique
in-operando afin d’élargir davantage notre compréhension actuelle des chemins de nan-
otransport dans les dispositifs spintroniques et d’amener davantage la physique quantique
aux dispositifs du monde réel.
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