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Driven by the interest in finding ultrasensitive sensors devices, reliable surface enhanced Raman scattering (SERS) based substrates are fabricated. Silver and gold nanoparticles are two of the best candidates for SERS substrates where Ag nanoparticles exhibit large enhancing ability in Raman intensity while Au nanostructures are stable in biological systems. Hence, combining the two metals in bimetallic nanostructures appeared to be a promising approach in order to sum the merits of Au surface properties and Ag enhancing ability. Thermal annealing of thin metallic films is used as a simple and relatively inexpensive technique to elaborate homogenous and reproducible Ag/Au bimetallic nanoparticles SERS substrates with high enhancing ability. The fabricated nanoparticles proved their enhancing stability even after one year of fabrication. Manipulating the composition of Ag/Au bimetallic NPs resulted in tuning the Localized Surface Plasmon Resonance (LSPR) over the whole visible spectrum, where the substrates are characterized with higher SERS enhancement when they exhibit LSPR closer to the Raman excitation wavelength. Additionally, bimetallic nanoparticles patterns with different size, composition and lattice constants have been conducted by electron beam lithography. The systematic study of their interesting plasmonic and SERS enhancing properties revealed maintenance in the LSPR-SERS relation by changing the nanoparticle size. Submicronique, Université de Bourgogne" for the SEM images.
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RESUMÉ

metal@dielectric core-shell, (c) metal@metal coreshell,(d) metal@metal@metal core-shell, (e) metallic nanotriangle with overcoat of second metal, (f) heterodimer composed of dielectric and metal parts, (g) heterodimer composed of two different metal parts,(h) semiconductor crystal with attached metal nanosphere, (i) crosssection through alloyed metal nanoparticle showing disordered nature of atomic occupancies, (j) cross section through nanoparticle composed of an intermetallic compound showing ordered atomic occupancy, (k) metal nanorods coated in a thick shell of ~ iii ~ dielectric, (l) dimer with incoherent crystalline interface between the parts, (m) dimer with coherent interface between the parts, (n) nanorods with overgrowth of another metal at the rod ends, (o) nanorods with a sparse overgrowth of a second metal, (p) segmented nanowires or nanowire composed of two or more elements, and (q) "nanotadpole"…………………………...……………………………………………59 
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Nanotechnology is the art and science of manipulating matter at the nanoscale, thus presenting potential opportunities to create new materials with interesting and unique properties. Due to the substantial changes in the physical chemistry of nanoscale material compared to their bulk or individual atoms, the research field concerning nanoparticles has grown abundantly in the last three decades.

The interest in studying the nanoparticles is owed to their distinct optical, electronic, catalytic and magnetic properties. In particular, the adoption of semiconductor nanostructures in electronic field results in decreasing the computer ship size, increasing the power density in lithium ion batteries and converting sunlight into electricity by solar cells. Moreover, quantum dots, iron oxide particles and other nanoparticles have proven to be highly effective agents for imaging, sensing and therapeutic intervention in the biomedical domain. Additionally, nanoscale materials proved their potential to improve the environment, both through direct application of those materials in order to detect, prevent and remove pollutants, as well as indirectly by using nanotechnology to design cleaner industrial process and create environmentally products.

The molecular finger printing capability of Raman spectroscopy makes it an attractive tool in sensing applications. However two drawbacks prevent Raman from being a prominent sensing technique; the low cross-section (less than 10 -29 cm 2 .sr -1 ) where one in every 10 6 -10 8

incident photons is actually Raman scattered and the competing phenomena namely fluorescence which is 13 times of magnitude in cross-section higher than a typical Raman Driven by the research for reliable SERS substrates for sensing applications, the aim of our study is to engineer versatile SERS-active substrates which could meet the following requirements: large enhancement factor, good stability, reproducibility, homogeneity, easy fabrication and large scale production. Thermal annealing of thin metallic films nanofabrication method fulfills the majority of the requirements. Concurrently, silver nanoparticles exhibit significantly larger electric field enhancement compared to gold nanoparticles, imposing silver as the ultimate material for SERS substrates characterized with high enhancement factors. However, silver nanoparticles fabricated by the previous mentioned strategy have LSPR lying in the spectral range 400-470 nm, thus limiting the high enhancements for Raman excitation wavelengths lying within or near this spectral domain, whereas the majority of Raman spectrometers have excitation wavelength of 633 nm.

Moreover, silver nanoparticles are unstable due to sulfuration and surface oxidation.

Contrarily, gold nanoparticles show high stability under physiological conditions and have LSPR position within the spectral range of 550 -650 nm following the same fabrication strategy. Therefore combining the two metals in a bimetallic nanostructure appears to be a promising approach in order to sum the merits of both, silver optical enhancing properties and gold surface properties.

This manuscript is divided into five chapters.

In the first chapter, we describe the optical characteristics of noble nanostructures. A special accentuation is placed on the tunability of such properties by change in size, shape and inter-particle separation of the nanoparticles. A background of Raman scattering, SERS features, the widely reported enhancement mechanisms and the recent achievements in the SERS domain are narrated.

Throughout chapter II we introduce the experimental set-up used for nanoparticles fabrication (thermal annealing of thin metallic films and electron beam lithography).

Additionally, we present the different characterization techniques employed along this study which aided in a complementary manner in the understanding of the nanoparticles composition, morphology and optical properties. These include X-Ray photoelectron spectroscopy (XPS), electron microscopy (scanning electron microscopy (SEM) and
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In chapter III, the fabrication of Au/Ag bimetallic nanoparticles SERS-active substrates (bi-and tri-layered) realized through thermal annealing of thin metallic films is presented. The chemical composition of the prepared SERS substrates is verified using XPS.

Then the morphological and optical characterizations of the obtained nanoparticles are studied using SEM and UV-Vis-near IR spectroscopy. Moreover, the enhancement SERS ability of the double layered nanoparticles is compared to that of the triple layered Au/Ag nanoparticles.

In Chapter IV, first we study the homogeneity, reproducibility and stability of the Au/Ag bimetallic nanoparticles SERS substrate which exhibit the most intense Raman enhancement signal. Second we report the possibility of optimization on this substrate for a further efficient SERS enhancement. The evaporation thickness, thermal annealing temperature effects and the coupling of the Au/Ag bimetallic nanoparticles with the Au film are morphologically and optically studied in order to better understand their effect on the SERS activity.

In the last Chapter of this manuscript, a systematic study of the Au/Ag bimetallic features using Electron Beam Lithography (EBL) fabrication strategy is considered in order to improve our understanding of their plasmonic and SERS enhancing properties. First, the size and periodicity effects of bimetallic nanoparticles on the LSPR and SERS enhancement ability are studied in details. Secondly, different metallic types and compositions of nanocylinders having unified morphological parameters are fabricated in order to follow the effect of nanocylinders metallic nature and composition on the LSPR and SERS properties.

At the end of the manuscript, we present a general conclusion of this work in light of the results obtained. We also present our future outlooks and perspectives concerning this subject.

Chapter I

Background of Surface Enhanced Raman Scattering
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I. CHAPTER I Backgro und of Surface Enha nced Raman Scatter ing

I.1 Plasmonics in metallic nanoparticles

I.1.1Surface plasmon oscillation in metal nanoparticles

Plasmons, mainly exist in noble metals, can be described as a collective oscillation of free electrons with respect to the fixed positively charged atom cores. Plasmons in bulk metals, called volume plasmons, cannot be excited by direct photoexcitation, that is, by coupling to light. 1 Surface plasmons (SP) are a distinct type of plasmons that propagate along an interface between a metal and dielectric medium. The SP can be excited by appropriate energy and momentum giving rise to surface plasmons resonance (SPR). In metallic nanoparticles, the electric field of an incident electromagnetic wave induces a polarization of the quasi-free conduction electrons, displacing them from the positive charges in the particle, resulting in a net charge difference at the nanoparticle boundaries, 

I.1.2.1 Introduction to Mie theory

In 1908, Gustav Mie developed his well-known theory of light scattering by spherical particles. 2 It was the color variation of colloidal gold with particle size that motivated Mie to apply the general theory of light extinction to small particles. He applied Maxwell's equations with appropriate boundary conditions in spherical coordinates using multipole expansions of the incoming electric and magnetic fields. His theory offered an exact electrodynamic calculation of the interaction of light with spherical metallic nanoparticles. 3,4 It provides an exact analytical solution in calculating the extinction (absorption and scattering) of spherical particles of arbitrary sizes.

In the case of metallic nanoparticles that are much smaller than the wavelength of light, the driven oscillating polarization of the dielectric sphere can be approximated as uniform throughout the sphere reducing the problem to that of the classic problem of a dielectric sphere in a uniform field. Thus, the electric field of light is anticipated as constant and the interaction between the particle and the field is managed as electrostatically rather than electromagnetically. This is often referred to as quasi-static approximation, since the wavelength-dependent dielectric constant of the metallic nanoparticle, E, and of the surrounding medium Em, is used in a similar manner to those of other electrostatic theories.

I.1.2.2 Quasi-static response of a spherical metal nanoparticle to an electric field

The quasi-static approximation provides the explanation of the optical response of metallic nanoparticles to an electric field. This approximation considers the influence of the electric field of the incident electromagnetic field without taking the magnetic field effect into consideration. Under the influence of externally applied electric field (E 0 ) of the incident electromagnetic field, the electric field inside the particle (E i ) is given by:

𝐸 𝑖 = 𝐸 0 3𝜀 𝑚 𝜀 + 2𝜀 𝑚
Where 𝜀 𝑚 is the dielectric constant of the surrounding medium, and 𝜀 is the dielectric function of the metallic sphere.
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The electromagnetic field interacting with particle can be obtained by solving Laplace's equation,∇ 2 𝜑 = 0, where φ is the electric potential which is related to the electric field E 0 by 𝐸 0 = -∇𝜑.

The electric field of an incoming electromagnetic field induces a polarization of the free conduction electrons, and using the two boundary conditions; i) φ is continuous at the surface of the sphere and ii) the normal component of the electric displacement (D) is also continuous where D=E m E 0 , one can calculate the sphere polarization. The static polarizability of the sphere (α) is obtained by solving the Laplace's equation where it is given by:

𝛼 = 4𝜋𝜖 0 𝑅 3 𝜀 -𝜀 𝑚 𝜀 + 2𝜀 𝑚
Where R is the radius of the metallic sphere.

Then, the induced dipole moment resulting from the polarization of the conduction free electron is given by 𝑃 = 𝜖 𝑚 𝛼𝐸 0 .

The materials dielectric function affects the position and the shape of the plasmon resonance, i.e. it determines the width and height of these resonances. Moreover, the spectral properties of the plasmon peak are also related to the dielectric constant of the surrounding medium. [5][6][7] The increasing in the dielectric function of the surrounding environment leads to a red shift in the plasmon resonance position. 8,9 Thus, the optical material properties of the particles and the medium specify the plasmon resonance properties.

I.1.2.3 Metal nanoparticles size effect on the optical response

The particle size effect on the optical properties of isolated nanoparticles have been intensively investigated using Mie scattering theory. 5,[8][9][10] The Mie theory is a mathematicalphysical explanation theory for the electromagnetic field scattering by spherical objects found in a homogeneous surrounding medium. [11][12][13][14][15] The Mie scattering solution starts with macroscopic Maxwell equations. The solution of the electrodynamic calculation with appropriate bounding conditions for a spherical particle emerges a series of multiple oscillations for the excitation cross-section of the particle. [16][17][18][19] After expanding the involved fields into particle waves, extinction cross-section σ ext and scattering cross-section σ scat becomes as following. 17 CHAPTER I Background of Surface Enhanced Raman Scattering

~ 12 ~ 𝜎 𝑒𝑥𝑡 = 2𝜋 |𝐾| 2 ∑(2𝐿 + 1)𝑅 𝑒 ∞ 𝐿=1 (𝑎 𝐿 + 𝑏 𝐿 ) 𝜎 𝑠𝑐𝑎𝑡 = 2𝜋 |𝐾| 2 ∑(2𝐿 + 1) ∞ 𝐿=1 (|𝑎 𝐿 | 2 + |𝑏 𝐿 | 2 )
Where σ abs =σ ext -σ scat,

𝑎 𝐿 = 𝑚𝜓 𝐿 (𝑚𝑥)𝜓 𝐿 ′ (𝑥) -𝜓 𝐿 ′ (𝑚𝑥)𝜓 𝐿 (𝑥) 𝑚𝜓 𝐿 (𝑚𝑥)𝜂 𝐿 ′ (𝑥) -𝜓 𝐿 ′ (𝑚𝑥)𝜂 𝐿 (𝑥) 𝑏 𝐿 = 𝜓 𝐿 (𝑚𝑥)𝜓 𝐿 ′ (𝑥) -𝑚𝜓 𝐿 ′ (𝑚𝑥)𝜓 𝐿 (𝑥) 𝜓 𝐿 (𝑚𝑥)𝜂 𝐿 ′ (𝑥) -𝑚𝜓 𝐿 ′ (𝑚𝑥)𝜂 𝐿 (𝑥)
and m=n/n m , where n is the particle's complex refractive index and nm is the real refractive index of the surrounding medium. K is the wave-vector and 𝑥 = |𝐾|𝑟, with r the radius of the nanoparticle. 𝜓 𝐿 and 𝜂 𝐿 are the Ricatti-Bessel cylindrical functions, where the prime indicates differentiation with respect to the argument in parenthesis. In these expansions, L is the summation index of the particle waves. L=1 refers to the dipole oscillation and so on.

For nanoparticles much smaller than the excitation wavelength (in the limit 2r<λ max /10), only the electric dipole term contributes to the extinction cross-section. [16][17][18][19][20] The Mie theory then is reduced, due to dipole approximation, to the following relation:

𝜎 𝑒𝑥𝑡 = 9 𝜔 𝑐 𝜀 𝑚 3/2 𝑉 𝜀 2 (𝜔) [𝜀 1 (𝜔) + 2𝜀 𝑚 (𝜔) 2 ]
Where V is the particle volume, c the velocity of light, ω the angular frequency of the exciting light, ε m the dielectric function of the surrounding medium, which is assumed to be frequency independent, and 𝜀(𝜔) = 𝜀 1 (𝜔) + 𝑖𝜀 2 (𝜔) the dielectric function of the particle, which is complex and function of energy. The resonance condition is achieved when 𝜀 1 (𝜔) = -2𝜀 𝑚 (𝜔) if ε 2 is small or weakly dependent on ω. 17 Optical properties of small metallic nanoparticles and their absorption spectra have been widely investigated through the above equation. 17,21 For relatively large nanoparticles, greater than 20 nm in the case of gold nanoparticles, the dipole approximation is no longer valid. The quadrupole mode and higher order modes become more important with the increasing of the particle size, because the light can no longer polarize the nanoparticles CHAPTER I Background of Surface Enhanced Raman Scattering ~ 13 ~ homogeneously. This retardation effects of the electromagnetic field across the nanoparticles lead to huge shifts and broadening of the surface plasmon resonances. Furthermore, the higher order modes peak at lower energies causing red shifts of the plasmon band with increasing of the particle size, [20][21][22][23] 24 The size of the metallic nanoparticles also affects the band width of surface plasmon resonance, resulting in broadening of the SPR band for very small and relatively large nanoparticles. 25 The size confinement of the conduction electrons on the surface of the particle causes an increasing in band width with decreasing the nanoparticle size. As for relatively large nanoparticles, due to the radiation damping, the SPR band width broadens again with increasing the nanoparticle size. [26][27][28][29] 

I.1.2.4 Particle shape effect: deviation from sphericity

While particle size and the surrounding medium affects the surface plasmon oscillation, shape deviation from sphericity seems to be even more influential on the optical absorption spectrum of nanoparticles. [30][31][32][33][34][35][36][37][38][39] The shape-dependent radiative properties of metallic particles can be treated by the Gans modification of Mie theory. 40 The theory CHAPTER I Background of Surface Enhanced Raman Scattering ~ 14 ~ anticipates a split in the surface plasmon resonance when the particle deviates from spherical geometry. 16,18,19 This split in the surface plasmon band is a consequence of the differences in resonances between the longitudinal and transverse dipole polarizability, where two plasmon resonances appear; a broadened red-shifted longitudinal plasmon resonance and a transverse plasmon resonance. The aspect ratio is the value of the long axis divided by the short one of a cylindrical or rod-shaped particle. As, this aspect ratio increases the energy separation between the resonance frequencies of the longitudinal and transversal plasmon bands increases. 16,18,19 Figure I.3 illustrates the size-dependent surface plasmon absorption of gold nanorods.

The high-energy mode (transverse mode), shows a resonance band at around 520 nm, which co-insides spectrally with surface plasmon oscillation of the spherical particle. 37 The other absorption mode (longitudinal mode), shows a red-shifted resonance band with strong dependence on the aspect ratio, The optical plasmon spectrum of a collection of randomly oriented gold nanorods with aspect ratio R, can be modeled using Gans extension of the Mie theory. The extinction crosssection is the given by:

𝜎 𝑒𝑥𝑡 = 𝜔 3𝑐 𝜀 𝑚 3/2 𝑉 ∑ (1/𝑃 𝑗 2 )𝜀 2 {𝜀 1 + [(1 -𝑃 𝑗 ) 𝑃 𝑗 ⁄ ]𝜀 𝑚 } 2 + 𝜀 2 2 𝑗
Where P j are the depolarization factors along the three axes A, B and C of the nanorod with A>B=C defined as:

𝑃 𝐴 = 1 -𝑒 2 𝑒 2 [ 1 2𝑒 𝑙𝑛 ( 1 + 𝑒 1 -𝑒 ) -1] 𝑃 𝐵 = 𝑃 𝑐 = 1 -𝑃 𝐴 2
And the aspect-ratio R is included in e as follows:

𝑒 = [1 -( 𝐵 𝐴 ) 2 ] 1/2 = (1 - 1 𝑅 2 )
1/2

I.1.3 Non-isolated metallic nanoparticles: Maxwell Garnett Effective Medium theory

As mentioned before, the localized plasmon oscillation of isolated metallic nanoparticle can be shifted in frequency due to the alterations in particle size and shape. In particle ensembles, the surface plasmon resonance is drastically changed due to the electromagnetic interactions between the localized fields. If the interparticle distances are small in comparison to the particle dimension, the plasmon resonance is red-shifted and often a second absorption band at lower energy is observed. 17,21,41,42 For small particles, under the quasistatic approximation, the particle ensemble can be treated as an ensemble of interacting dipoles.

Taking into consideration the magnitude of the interparticle spacing d, one can differentiate two regimes. For low particle separation, closely spaced (d<<λ), near-field interactions with a distance dependency of d -3 dominates, and the system can be described as For the second regime, relatively large particle separations, far-field interactions occur, with d -1 dependence. Figure I.6 illustrates the effect of far-field coupling on the plasmon band shape for gold nanoparticles, in terms of resonance wavelength as well as spectral band-width. 45 The change in band-width is related to the strong dependence of the decay time T2 on the grating constant which affect the amount of radiative damping as successive grating orders change in character from evanescent to radiative. 

an

I.2.1.1 Raman Effect

Inelastic scattering of light phenomena was first experimentally observed in 1928 by Indian physicists C. V. Raman and K. S. Krishnan, 46 and by G. Landsberg and L. I.

Mandelstam in crystals, after being first assumed by Smekal in 1923. 47 When molecules with internal vibration modes having frequency Δν are illuminated by a monochromatic light with frequency ν 0 , a fraction of the incident light is scattered from the molecules being blue or red shifted from 𝜈 0 to 𝜈 0 '. The difference in frequency between the incident light and the scattered light is equal to the molecular vibrational frequency. This phenomenon is known as Raman Effect.

𝜈˳ -𝜈˳ ′ = ±∆ν

When photons interact with molecules, a transition between the energy states occurs.

Most photons are elastically scattered; Rayleigh scattering, having the same frequency as the incident photons 𝜈 0. Nevertheless, a small portion of photons are scattered inelastically;

Raman scattering, having frequency different from the frequency of the incident photons. The energy of the incident photon is h𝜈 0 and the difference between the two energy states V=0 and V=1 is equal to h∆ν. In Raman scattering only one vibrational quantum energy is gained or lost, this explains why stokes and anti-stokes lines are symmetrically shifted from the Rayleigh line, 

I.2.1.3 Classical theory of light scattering

Considering the relationship between the induced electric dipole moment of a molecule and the dynamic electric field characterized by E, the total time-dependent induced electric dipole moment vector of a molecule may be written as the sum of a series of timedependent induced electric dipole moment vectors 𝜌 (1) , 𝜌 (2) , 𝜌 (3) … as follows: 49 𝜌 = 𝜌 (1) + 𝜌 (2) + 𝜌 (3) + ⋯

As 𝜌 (1) ≫ 𝜌 (2) ≫ 𝜌 (3) this is a rapidly converging series.

The relationship between 𝜌 (1) , 𝜌 (2) , 𝜌 (3) and E are given by:

𝜌 (1) = 𝛼 • 𝐸 𝜌 (2) = 1 2 𝛽: 𝐸𝐸 𝜌 (3) = 1 6 𝛾 ⋮ 𝐸𝐸𝐸
From the equations 𝜌 (1) is linear in E, 𝜌 (2) is quadratic in E, and 𝜌 (3) is cubic in E.

𝛼 is the polarzability tensor, 𝛽 is the hyper polarzability tensor and 𝛾 is the second hyper polarazability tensor.

 For 𝜌 (1) , there can be three frequency components; the Rayleigh scattering component with frequency ν 0 , the two Raman scattering at frequencies ν 0 ± ν . Therefore, equation 𝜌 (1) can be suited to equations:

𝜌 0 (𝜈 0 ) = 𝛼 𝑅𝑎𝑦 • 𝐸 0 (𝜈 0 ) 𝜌 0 (𝜈 0 ± 𝜈) = 𝛼 𝑅𝑎𝑚 • 𝐸 0 (𝜈 0 )
Where 𝛼 𝑅𝑎𝑦 is an equilibrium polar tensor and 𝛼 𝑅𝑎𝑚 is a polarazibility tensor associated with 𝜈.

 For 𝜌 (2) , there can be one hyper-Rayleigh scattering component with frequency 2𝜈 0 and the two hyper-Raman scattering with frequencies 2𝜈 0 ± 𝜈. Hence, equation 𝛽 𝐻𝑅𝑎𝑦 : 𝐸 0 (𝜈 0 ) 𝐸 0 (𝜈 0 ) 𝜌 0 (2𝜈 0 ± 𝜈) = 1 2 𝛽 𝐻𝑅𝑎𝑚 : 𝐸 0 (𝜈 0 ) 𝐸 0 (𝜈 0 )

𝜌 (2) =
Where 𝛽 𝐻𝑅𝑎𝑦 is an equilibrium hyper-polarazability tensor and 𝛽 𝐻𝑅𝑎𝑚 is a hyperpolarazability tensor associated with 𝜈.

 For 𝜌 (3) , the frequency component includes one second hyper-Rayleigh scattering with frequency 3𝜈 0 , and two second hyper-Raman scattering with frequencies (3𝜈 0 ± 𝜈). Thus equation

𝜌 (3) = 1 6
𝛾 ⋮ 𝐸𝐸𝐸 can be suited to equations:

𝜌 0 (3𝜈 0 ) = 1 6 𝛾 𝐻𝑅𝑎𝑚 ⋮ 𝐸 0 (𝜈 0 ) 𝐸 0 (𝜈 0 ) 𝐸 0 (𝜈 0 ) 𝜌 0 (3𝜈 0 ± 𝜈) = 1 6 𝛾 𝐻𝑅𝑎𝑚 ⋮ 𝐸 0 (𝜈 0 ) 𝐸 0 (𝜈 0 ) 𝐸 0 (𝜈 0 )
Where 𝛾 𝐻𝑅𝑎𝑦 is an equilibrium second hyper-polarazability tensor and 𝛾 𝐻𝑅𝑎𝑚 is a second hyper-polarazability tensor associated with 𝜈.

I.2.1.4 Raman intensities

The classical theory of light can be used to explain many of the important features of Raman band intensities. [50][51][52] Making use of the relationship, 𝜌 (1) = 𝛼 • 𝐸

Where E is the external electric field, 𝐸 = 𝐸 0 𝑐𝑜𝑠2𝜋𝜈 0 𝑡, (𝐸 0 is the amplitude and t is the time)

𝜌 (1) = 𝛼𝐸 0 𝑐𝑜𝑠2𝜋𝜈 0 𝑡
The proportionality constant α is the polarizability of the molecule. The polarizability tensor is a function of the nuclear coordinates and hence of the molecular vibrational frequencies.

Considering the scattering system to be one molecule vibrating at frequency 𝜈 without rotation, i.e., the molecule is space-fixed in its equilibrium configurations, but the nuclei may be displaced from the equilibrium positions, the normal coordinates of vibration can be Therefore by substituting for 𝛼 and 𝑄 in 𝜌 , we obtain

𝜌 = 𝛼 0 𝐸 0 𝑐𝑜𝑠2𝜋𝜈 0 𝑡 + ( 𝛿𝛼 𝛿𝑄 ⁄ ) 0 × 𝑄 0 𝐸 0 𝑐𝑜𝑠2𝜋𝜈 0 𝑡. 𝑐𝑜𝑠2𝜋𝜈𝑡
And knowing that cosAcosB=1/2(cos(A+B)+cos(A-B))

Therefore we obtain:

𝜌 = 𝛼 0 𝐸 0 𝑐𝑜𝑠2𝜋𝜈 0 𝑡 + 1 2 ⁄ ( 𝛿𝛼 𝛿𝑄 ⁄ ) 0 𝑄 0 𝐸 0 × {𝑐𝑜𝑠[2𝜋(𝜈 0 + 𝜈)𝑡] + 𝑐𝑜𝑠[2𝜋(𝜈 0 -𝜈)𝑡]}
The first term of this equation defines the Rayleigh scattering of frequency ν 0 and the second term accounts for Raman scattering of frequencies; (ν 0 -ν) for stokes mode and (ν 0 +ν) for anti-stokes mode.

Based on this equation, the significant condition for Rayleigh scattering is that α 0 should be non-zero. Since all molecules are polarizable, the equilibrium polarazability α 0 will always be non-zero. Hence all molecules display Rayleigh scattering.

The corresponding condition for Raman scattering is non-zero rate of change of α with respect to the change in a normal coordinate Q.

This equation also shows that Raman intensities increases with the molecular polarazibility and with stronger electric field exerted on the molecules.

Two drawbacks prevent Raman from being a prominent analysis technique after its discovery. Raman scattering is a second-order process with a typical scattering cross sections less than 10 -29 cm 2 .Sr -1 . 53 Another drawback derives from the competitive phenomenon, namely fluorescence, which is 13 times order of magnitude, in cross section, higher than a (University of Southampton,UK) in 1974. 54,55 After observing a huge enhancement of the Raman signal of pyridine molecules adsorbed on an electrochemically roughened silver electrode. 54 Formerly, the authors explained the enhancement of the Raman signal due to the increase in surface area of the roughened metal surface, which enables more pyridine molecules to adsorb on the surface. Latter studies revealed that the large enhancement could not be related to the increase in surface area only, since the estimated increase in Raman intensity from the roughened surface would be less than a factor of 10, whereas the obtained enhancement was of an order of 10 6 . Strong Raman signal must be related to the enhancement of Raman scattering efficiency. Following these studies, surface enhanced Raman spectroscopy has emerged. 56,57

I.2.2.2 Enhancement mechanisms

In spite of several SERS mechanisms that have been suggested to clarify the previously-mentioned SERS aspect, the two most widely accepted mechanisms are electromagnetic enhancement (EE) and chemical enhancement (CE). 50,[58][59][60][61] The EE is derived from the excitation of LSP maintained by the metallic nanoparticles 62 . However, the chemical enhancement effect is due to a charge-transfer between the metal surface and the Raman molecule. 63,64 

I.2.2.2.a Electromagnetic Enhancement

SERS predominantly emanate from an electromagnetic enhancement mechanism (EE) associated to the excitation of localized surface plasmon (LSP) of metallic nanoparticles (NPs). Consequently, the electromagnetic mechanism has been the central approach for calculating the Raman enhancement and it has been intensely reviewed in the literature. 50,58- 61,65 Various electromagnetic models for explaining the SERS phenomenon have been
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summarized and detailed by Moskovits 60 and Vo-dinh 50 in their reviews, of which the models for flat or rough surfaces, metallic non-spheres, concentric spheres, spheroidal particles, prolate spheroids and ellipsoids have been described.

The electromagnetic effect consists of two complementary processes where both depend on the surface plasmon field sustained by the metallic nanoparticles. 66,67 First, the enhancement of the incident electromagnetic field caused by the superposition of the localized plasmon field and the incident laser light. Second, the enhancement of the Raman photons emitted by the molecule in the same aspect. Since the localized plasmon field has very short range, molecules adsorbed in the first surface layer display the largest Raman enhancement factors. However, some recent studies indicate relatively large-range interactions, around 30 nm. 68 To illustrate the electromagnetic enhancement mechanism, we assume a Ramanmolecule in the vicinity of nanoparticle, Figure I.10. The metallic nanoparticle is represented as a small sphere with a complex dielectric constant ε(V) in a surrounding medium of dielectric constant ε 0 . The diameter of the sphere (2r) is small in comparison to the wavelength of light to sustain the Rayleigh limit. A(ν) increases strongly when the real part of ε(ν) tends to (-2ε 0 ). Furthermore, small imaginary part of the dielectric constant leads to strong electromagnetic enhancement. This conduction is realized in the resonant excitation of surface plasmons of a metal sphere.

In addition to the laser field enhancement, the scattered stokes or anti-stokes fields will be enhanced in the same manner, i.e., in resonance with the surface plasmons of the metal sphere. Considering the enhancements for the laser and for the stokes field, the electromagnetic enhancement factor for the stokes signal power G em (γ s ) is written as:

𝐺 𝑒𝑚 (𝛾 𝑠 ) = |𝐴(𝜈 𝐿 )| 2 |𝐴(𝜈 𝑠 )| 2 ~| 𝜀(𝜈 𝐿 ) -𝜀 0 𝜀(𝜈 𝐿 ) + 2𝜀 0 | 2 | 𝜀(𝜈 𝑠 ) -𝜀 0 𝜀(𝜈 𝑠 ) + 2𝜀 0 | 2 ( 𝜈 𝜈 + 𝑑 ) 12
Where 𝐴(𝜈 𝐿 ) and 𝐴(𝜈 𝑠 ) are the enhancement factors for laser field and stokes field, respectively. This equation shows that the enhancement factor is in order of fourth power of the local field of the metallic nanosphere. It also shows that the Raman enhancement strongly decreases with the growing distance from the surface, even though the molecules do not require direct contact with the surface.

I.2.2.2.b Chemical enhancement

Several experimental studies reveal a debate about a second enhancement mechanism which takes place independently of the electromagnetic mechanism. This second mechanism named chemical enhancement (CE) or charge transfer (CT), originates from the chargetransfer between the metal surface and the Raman molecule. 63,64 Unlike electromagnetic enhancement, chemical enhancement is still not fully understood. 61,69 The early clue for the existence of chemical enhancements was the different SERS intensities of the molecules CO and N 2 operated at the same experimental conditions. 70 The difference in the SERS intensities was by a factor of 200, this result could not be explained by only considering the electromagnetic enhancement for two reasons. Firstly, the polarazabilities of both molecules are nearly identical and even the most substantial differences in orientation upon adsorption could not display such a large difference. Secondly, the dependence of the enhancement factor on the electrode potential emerges from the potential-dependent electrochemical experiments. 50,69,71 i) an electron-hole pair of the metal is created by the incident photon with energy hν 0 , and the electron is excited as a hotelectron; ii) the hot-electron tunnels into the accessible vacant levels (LUMO of the adsorbate) generating a charge-transfer excited state; iii) the electron from the excited level of the adsorbate is transferred back to the metal; iv) the electron will recombine with the hole generated in step 1, which initiates the emission of a Raman-shifted photon with energy hν. 

I.3 SERS substrates: ultimate properties, progress and challenges

The most prominent research topic in the SERS field is the development of powerful plasmonic substrates for SERS applications. Historically, the first SERS effect was obtained over a roughened silver electrode. 54 Overtime, different concepts of bottom-up and top-down approaches have been developed and improved for better SERS substrate fabrication.

Comparison of various SERS substrates is challenging, because rigorous characterization of substrates is frequently overlooked for reasons of complexity. This hinders the evaluation of analytical parameters such as sensitivity and reproducibility. In order to classify a material as a reliable, high enhancing SERS substrate, several factors need to be taken into consideration:

-The fabricated SERS substrates must be reproducible from sample to sample and from batch to batch.

-The SERS enhancement signal has to be homogenous across the substrate.

-The substrate needs to have long-term stability.

-The metallic surface should be insensitive to environmental effects such as oxygen, humidity and light.

-The substrate has to show large enhancement ability in Raman signals.

-The biocompatibility of the metallic surface plays an important role in the application of SERS in biomedical sensing.

-SERS spectra should be collected for non-resonant molecules to exclude the resonance Raman effect which can increase the overall enhancement by 10 3 -10 6 . 75 -The SERS substrates should be cost-efficient and provide large enhancement factors combined with an easy preparation protocol.

The most popular method for SERS substrate fabrication is colloidal nanofabrication.

Colloidal nanoparticles have been employed as SERS substrates for several decades. 76 Figure I.12 shows representative electron microscopy images of diverse colloidal nanoparticles types. The nanoparticle size, shape and material play a key role in the resulting plasmonic resonance characteristics, allowing plasmonic resonance tunability over wide spectrum. 77 Accordingly, different colloidal nanofabrication methods have been recently

CHAPTER I Background of Surface Enhanced Raman Scattering ~ 29 ~ adopted for controlling the nanoparticles morphology. One of the most popular methods for controlling nanoparticles morphology originates from the polyol synthesis of silver nanocubes by Sun and Xia. 78 Etchants and surfactants can be introduced into the reaction which aid in altering the growth speed of different crystalline faces. During the last few years, different additives ions have been used in preparing nanoparticles with diverse shapes, including tetrahedral, 79 bipyramids, [START_REF] Langille | Defining Rules for the Shape Evolution of Gold Nanoparticles[END_REF][START_REF] Lu | Chemical Synthesis of Novel Plasmonic Nanoparticles[END_REF] decahedra, [START_REF] Sánchez-Iglesias | Synthesis and Optical Properties of Gold Nanodecahedra with Size Control[END_REF] prisms, [START_REF] Ha | Shape-Controlled Syntheses of Gold Nanoprisms and Nanorods Influenced by Specific Adsorption of Halide Ions[END_REF][START_REF] Millstone | Iodide Ions Control Seed-Mediated Growth of Anisotropic Gold Nanoparticles[END_REF] nanorods, nanowires, [START_REF] Ye | Seeded Growth of Monodisperse Gold Nanorods Using Bromide-Free Surfactant Mixtures[END_REF][START_REF] Murphy | Anisotropic Metal Nanoparticles: Synthesis, Assembly, and Optical Applications[END_REF] nanoshells, [START_REF] Brinson | Nanoshells Made Easy: Improving Au Layer Growth on Nanoparticle Surfaces[END_REF] stars, 88,89 laces [START_REF] Yang | SERS-Active Gold Lace Nanoshells with Built-in Hotspots[END_REF] and other polyhedral shapes. TEM image of Au nanorods and (c) Au nanoprisms. [START_REF] Millstone | Iodide Ions Control Seed-Mediated Growth of Anisotropic Gold Nanoparticles[END_REF] (d) SEM image of Au bipyramids. [START_REF] Niu | Selective Synthesis of Single-Crystalline Rhombic Dodecahedral, Octahedral, and Cubic Gold Nanocrystals[END_REF] (e) TEM image of Au nanostars. [START_REF] Sau | One-Step High-Yield Aqueous Synthesis of Size-Tunable Multispiked Gold Nanoparticles[END_REF] (f) SEM image of Ag polyhedra. [START_REF] Xia | Recent Developments in Shape-Controlled Synthesis of Silver Nanocrystals[END_REF] In SERS domain, the enhancement is much greater in closely packed nanoparticles than in individual nanoparticles. This increase in enhancement results from the presence of hotspots at the intersection or close interaction of two or more nanoparticles. For colloidal solutions, nanoparticles aggregation can be induced by the addition of aggregating agents such as chlorides, bromides, nitrates and other ionic species to alter the zeta potential.

However, the pure aggregated colloids in some cases show specific Raman modes which can be assigned to citrate or nitrate. Thus, the detection of molecules of interest might be prevented by the strong SERS contribution of the aggregated metal colloids itself. [START_REF] Yaffe | Effects and anomalies that can occur in SERS spectra of biological molecules when using a wide range of aggregating agents for hydroxylamine-reduced and citrate-reduced silver colloids[END_REF] Additionally, the colloidal nanoparticles lose their surface plasmons resonance tunability after being aggregated. FON techniques is the micro-sphere arrangement in a monolayer. While there are several methods available for controlling these arrangements, gaps in the monolayer or multi-layer arrangements can still occur. Additionally, large areas formation of these surfaces is difficult, limiting the potential for these techniques for large scale manufacturing.
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Optical fiber SERS sensors have been also extensively studied in recent years. Here, the excitation laser couples into an optical fiber and is guided towards the sample of interest.

The fiber facet is modified with metallic nanostructure, where the enhanced Raman scattered light couples back into the fiber and is guided to the spectrometer. Various configurations of fibers such as flat, 115 angled, 116 tapered, side-polished 117,118 and photonic crystal fibers 119,120 have been employed as optical fiber-based SERS sensors. However, the fiber material contributes as background to the recorded spectrum, which is an issue in fiber Raman applications.

More recently, SERS research has greatly increased for diverse applications, branching out into explosive detection, 121-123 food safety, [124][125][126] and live cell imaging and bioanalysis. 127,128 Advances in portable spectrometers, diode laser, and even collection optics 129 are making portable on-site Raman detection analysis a reality. Accordingly, searching for accompanying reliable SERS substrates for on-site Raman detection is mandatory for ultra-
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sensitive detection in the mentioned fields these substrates should, besides combining the majority of the discussed properties, characterize with small foot print, simple operation, robusticity and durability. From here lies our major concern and objective of this thesis which is fabrication of satisfying SERS substrates.

Chapter II

Methods and Experimental Techniques
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I. II. CHAPTER II Methods a nd Experimental Techniq ues

II.1 Fabrication of metal nanostructures

II.1.1 Thermal annealing of metallic films

II.1.1.1 Physical vapour deposition

Physical vapour deposition (PVD) is a collective set of processes employed to deposit thin films of material, typically from the range of few nanometers to several micrometers. 1 The process starts by supplying thermal energy to the source material either by electrical current or direct electron beam. As the source material approaches its boiling temperature, individual atoms start to evaporate in a uniform and isotropic manner from the source. The process is carried out in vacuum environment, allowing the evaporated atoms to reach the substrate without collision with atmospheric gases. The residual pressure in the system, the source temperature, the distance from substrate to the source and the deposition duration are key parameters in PVD.

II.1.1.2 PLASSYS MEB 400 evaporator

The MEB 400 evaporator was used in this study to deposit gold and silver island films over glass substrates. In this system a tungsten boat is used to heat the metal till its melting point. MEB 400 is provided with a primary vane pump and secondary turbo molecular pump to achieve pressures of 10 -7 torr. A quartz crystal oscillator is integrated in the evaporation unit to enable the monitoring of evaporation thickness. The monitor functions by measuring the change in oscillation frequency as the amount of material deposited onto the crystal face increases.

II.1.2 Electron Beam Lithography (EBL)

Electron beam lithography is a specialized technique for fabricating extremely fine patterns down to the nanometer scale. 6) Evaporation of chromium adhesive layer. ( 7) Evaporate a metal (Au, Ag) layer. ( 8) Remove the remaining resist and the metal covering it ("lift off") leaving a small metal pattern behind. ( 9) After "lift-off": The metallic nano-patterns are on glass substrate. 

• Positive e-beam resist deposition

A positive e-beam resist poly(methyl methacrylate) (PMMA), which is a long chain polymer that is broken into smaller and more soluble fragments after electron exposure, has been deposited on the substrate by spin coating. The used PMMA solution is of 30 g/l concentration with methyl isobutyl ketone (MIBK) as solvent. The spin coating parameters were set as 4000 round.min -1 .s -1 accelerating, 3000 round.s -1 speed and 30 seconds spinning time. Consequently, a PMMA polymer layer of approximately 150 nm thickness is formed
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~ 45 ~ over the substrate. Thanks to previous studies in our lab, we know that the ratio of 3:1 to PMMA thickness over the metallic nanostructures height is recommended. Accordingly, in our work the PMMA layer thickness were carefully chosen for fabricating nanostructures of 50 nm height. The PMMA resist is then baked at 170°C for 15 minutes to achieve its homogeneous distribution over the substrate.

• Conductive layer deposition

In order to avoid the accumulation of charges on the glass substrate (charging effect), a conductive layer is deposited over it. In this study we used a thin layer of conductive polymer-espacer 300Z to be deposited over the PMMA layer. The espacer 300Z deposition was realized by spin coating with an acceleration of 3000 round.min -1 .s -1 , a speed of 2000 round.s -1 and a spinning time of 30 seconds.

• Electron beam exposure

SEM is the most common type of microscopy used for lithography after combined to lithographic capability attachments. -XY controller.

-Picometer, used to measure the current at the sample's surface.

-Beam blanker.

-Digital SEM control for automatic setting of the magnification, focus, etc..

-Farady cage for automated beam current measuring and compensation. 
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• Chemical development

After electron beam exposing, the AZ 3000 conductive layer is removed by immersing the sample in water for one minute. Then, the resist exposed areas are subsequently removed by a chemical development process. Firstly, the substrate is immersed in a solvent of methylisobutyl ketone (MIBK)/isopropyl alcohol (IPA) with the following volume proportion 1MIKBR:3IPA for exactly one minute. Secondly, the substrate is immersed in IPA for 10 seconds; as a result we obtain a pattern lithographed sample.

• Metallization

For gold and silver deposition, PLASSYS MEB 400 evaporator has been also employed.

• "Lift-off"

The last step in EBL fabrication is lift-off. The substrate is immersed in acetone for two hours in order to remove the remaining PMMA and the metal at the non-exposed areas.

Consequently, patterned metallic nanostructures are only obtained on the sample.

II.2 UV-Vis-NIR spectroscopy

Absorption spectroscopy in the different regions of electromagnetic spectrum is an important characterization tool used to investigate how electromagnetic waves (light) interact with a sample. 4 Knowing that nanoparticles optical properties are highly dependent on their size, shape and other features, and that they interact with specific wavelengths of light which consists the foundation for the field of plasmonics, this renders the UV-Vis-NIR spectroscopy as a valuable investigating technique for their identification and characterization.

The absorption of energy leads to the transition of electrons from the ground state to higher excited state. The energy absorbed (delta E) can be expressed as:

𝐸 = ℎ𝜈 = ℎ𝑐 𝜆 = ℎ𝑣̅ ⁄
Where h is the Planck's constant, c the velocity of light, λ the wavelength of light and 𝑣̅ the wavenumber.
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The absorption band is characterized by two important features, first the position of the band which is in its turn dependent on the energy difference between the electronic levels and second the intensity which is also affected by the interaction between the radiation and the electronic system and the energy difference between the ground state and the excited state.

The absorbance is related to the path length that a radiation travels within the system and the concentration of the species given by the following expression derived from the Lambert-Beer law which is expressed as follows 𝐴 = 𝑎. 𝑏. 𝑐 = 𝑙𝑜𝑔 𝐼 𝐼 0 ⁄ where A is the measured absorbance, a is the absorptivity, b is the path length, c the analyte concentration, I 0 the incident beam intensity and I the transmitted beam intensity.

UV-Vis-NIR spectroscopy has several measurement approaches. The most employed is extinction measurement. In this later, the quantity of light scattered and absorbed by the sample is quantified, this quantity is known as extinction (which is defined as the sum of absorbed and scattered light). Furthermore extinction measurements are carried out when the sample and the detector are enough separated, so that the scattered light is not detected.

In 

II.3 X-Ray Photoelectron Spectroscopy (XPS)

X-Ray photoelectron spectroscopy is a surface sensitive technique. It is widely used for the chemical composition and oxidation state analysis of solids, thin films and nanostructures. XPS is also known as Electron Spectroscopy for Chemical Analysis (ESCA) due to the fact that it gives highly precise quantitative elemental and chemical state information of the samples surface. 5 CHAPTER II Methods and Experimental Techniques
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The basic principle of XPS is that when a sample is subjected to X-rays, also called photons, having energy greater than or equal to the binding energy of an electron in the atom, photoelectrons at the extreme outer surface of the sample are emitted. The binding energy (B E ) of these electrons is given by the following equation:

𝐵 𝐸 = ℎ𝑣 -𝐸 𝑘 + 𝜑
Where E k is the kinetic energy of the emitted photoelectron and φ is the work function dependent on the spectrometer. The kinetic energy of the emitted photoelectrons is characteristic of the element from which the photoelectron is originated. The kinetic energy of the emitted photoelectron can be calculated using proper electrostatic or electromagnetic detector. The binding energy can then be obtained from the above equation and thus allowing the extraction of the sample's XPS spectrum i.e. number of electrons of specific energy emitted per unit time. Ultra high vacuum environment (10 -8 torr) is essential for proper detection since photoelectrons interact with the environments atoms because of their negative charge. Photoelectrons originating from more than 50-100 Å in depth undergo inelastic collisions within the sample's atomic structure. The surface sensitivity of the material to photoelectrons can be determined by the term so called inelastic mean free path (IMPF).

IMPF is the average distance measured along the trajectories that an electron beam can travel before its intensity decays to ½ its initial value. Therefore photoelectrons emitted from atoms close to surface (< 10 nm) can only reach the detector. 5,6 In our study, XPS has been used to confirm the composition of the fabricated Au/Ag bimetallic nanoparticles. The obtained XPS data has been analyzed in order to assure the evaporated metal percentage of each substrate by calculating the area under Ag3d and Au4f peaks.

XPS measurements were carried out in the laboratory "Institut des materiaux Jean Rouxel (IMN), CNRS-Université de Nantes, NANTES (France)" 7 through collaboration with Prof. Guy Louarn. An Axis Nova instrument has been used from Kratos Analytical spectrometer with a monochromatic Al Kα line (1486.6 eV) source operated at 300 W. Survey spectra were acquired at pass energies of 80 eV. The core level spectra (C1s, Au4f and Ag3d)

were acquired with an energy step of 0.1 eV and using a constant pass energy mode of 20 eV to obtain data in a reasonable experimental time (energy resolution of 0.48 eV). XPS data were acquired for a minimum of three areas per sample. Data analysis was performed using Casa XPS software.

CHAPTER II Methods and Experimental Techniques

~ 51 ~

II.4 Scanning Electron Microscopy (SEM)

Scanning electron microscopy is used to obtain information about the sample surface morphology, chemical homogeneity, qualitative and quantitative chemical composition at the micrometer or nanometer scale. In this manuscript, SEM was mainly used for visualizing the morphological properties of the fabricated monometallic and bimetallic nanoparticles.

In SEM, the incident electrons emitted by an electron gun are thermoelectrically generated by passing an electrical current through a tungsten filament (Figure II 

 Secondary electrons (SE) imaging

The incident electrons, with high kinetic energy, collide with the sample valence electrons, causing them to be ejected from their electronic level with lower energy (50 eV).

The ejected electrons are called secondary electrons. Since the incident electron beam possesses high energy, each single electron from the beam leads to the emission of thousands of SE. The low-energy ejected SE are collected by a detector having a positive potential on its face in order to attract them.

The contrast of the obtained image is highly dependent on the angle between the incident beam and the sample's surface where a local inclination in the sample leads to a variation in the incident beam angle, therefore providing information about the sample's surface morphology and topography.

 Backscattered electrons (BSE) imaging

When the incident electrons collide elastically with the samples nucleus and bounce back, they are called backscattered electrons. The quantity of these high-energy backscattered electrons is directly dependent on the atomic number Z of the atoms (high atomic number regions appear bright relative to regions with low atomic number). So the backscattered imaging mode gives information about the sample's chemical homogeneity and contrast between areas with different chemical compositions.

In this manuscript three different scanning electron microscopes have been used.

These are Jeol JSM 6500F field emission gun (FEG), carried out in the Laboratory "Laboratoire de Physique, Optique Submicronique, Université de Bourgogne, Dijon (France)" through collaboration with Mr. Yvon Lacroute ), 8 Hitachi SU 8030 and Hitachi S3500 N in LNIO.

II.5 Transmission Electron Microscopy (TEM)

Transmission electron microscopy through three different operating modes (imaging, diffraction and energy dispersive spectroscopy analysis (EDS)), gives information concerning the crystalline structure and the chemical composition of the studied material. The employed
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~ 53 ~ imaging mode in this manuscript is the bright field imaging mode. In this mode, thick regions of the specimen or regions with a higher atomic number give dark contrast.

High resolution transmission electron microscopy (HRTEM) is an imaging mode of the transmission electron microscope (TEM) that allows materials imaging at the atomic scale. HRTEM is used to examine the size, structure and composition distribution of the fabricated nanoparticles. These were realized using Hitachi H9000 NAR operating at an acceleration voltage of 300KV and using LaB6 single crystal as an electron source. The images were conducted through collaboration with Prof. Guy Louarn in the laboratory "Institut des materiaux Jean Rouxel (IMN), CNRS-Université de Nantes, NANTES (France)". 7

II.6 Raman system

All Raman and SERS spectra presented in this manuscript were collected using the high resolution Raman microscope Jobin-Yvon Horiba (LABRAM). The operation principle of the Raman system is listed below:

1. A laser light is coupled into the microscope.

2. The light is filtered by a band-pass filter in order to remove undesired wavelengths.

3. The collimated beam is reflected off the Raman filter and directed to the objective.

4. Beam splitters and video camera can be inserted between the Raman filter and the objective as needed for sample inspection.

5. An infinity corrected lens focuses the laser onto the sample and collects the backscattered Raman signal. Therefore, combining the two metals in a bimetallic nanostructure appear to be a promising approach in order to sum the merits of both the silver optical enhancing properties and gold surface properties.

After introducing the Au/Ag bimetallic nanoparticles and the fabrication strategy we followed, we will investigate combining silver and gold metals in double-layered and triplelayered bimetallic nanoparticles searching for tunable SERS substrates and how can this tunability would affect the SERS enhancement ability of the substrates. In particular, we will study the compositional and morphological effect on the localized surface plasmon resonance position in addition to the relation between the later and the SERS enhancing ability.

III.1.1 Homogeneous and hybrid nanostructures

Monometallic noble nanoparticles have been extensively studied for decades due to their high potential optical, 4-7 electronic, 8-10 catalytic, [11][12][13][14][15][16][17] and magnetic properties. 16,17 Within the last few years, the focus was drawn to shape anisotropic or complex structured nanoparticles of gold and silver. 18 Hybrid or multifunctional nanoparticles have also been attracting increasing interest due to their additional functionalities. [19][20][21][22][23][24] The geometry of the hybrid nanostructures can vary from simple spherical core-shell to nanorods, cubes or even more complex shapes, Figure III.1. 25 Core-shell nanoparticles are of great interest in numerous application fields, for example in surface enhanced Raman scattering (SERS) or localized surface plasmon resonance (LSPR)-based bio sensing technique, in addition to the catalysis domain where bimetallic nanoparticles provide a higher catalytic activity compared to their monometallic analogous. metal@dielectric core-shell, (c) metal@metal coreshell,(d) metal@metal@metal core-shell,

(e) metallic nanotriangle with overcoat of second metal, (f) heterodimer composed of dielectric and metal parts, (g) heterodimer composed of two different metal parts,(h) semiconductor crystal with attached metal nanosphere, (i) crosssection through alloyed metal nanoparticle showing disordered nature of atomic occupancies, (j) cross section through nanoparticle composed of an intermetallic compound showing ordered atomic occupancy, (k) metal nanorods coated in a thick shell of dielectric, (l) dimer with incoherent crystalline interface between the parts, (m) dimer with coherent interface between the parts, (n)

nanorods with overgrowth of another metal at the rod ends, (o) nanorods with a sparse overgrowth of a second metal, (p) segmented nanowires or nanowire composed of two or more elements, and (q) "nanotadpole". 25

III.1.1.1 Silver and gold metals in the nanometric domain

As it is known, silver nanoparticles provide significantly stronger electric field enhancements in comparison to gold nanoparticles resulting from their sharper localized plasmonic peak and higher inter-particle coupling effect. [30][31][32] On the other hand, gold nanoparticles show a higher chemical stability and better biocompatibility. 26,33 Silver and gold nanoparticles have intense and well-defined LSPR bands in the visible range. 34 and 470 nm, whereas for gold nanoparticles, the absorption band lies in a red shifted range between 550 and 650 nm. There are two main geometries for Au-Ag bimetallic nanoparticles designated by alloy and core-shell nanoparticles.

III.1.1.2 Au/Ag bimetallic nanoparticles

III.1.1.2.

a Au/Ag alloy bimetallic nanoparticles

Several studies reported for Au-Ag alloy nanoparticles fabricated by simultaneous reduction of metal salts showed a linear relationship between the alloy ratio and the LSPR spectral position which lies between those for pure silver and pure gold nanoparticles. 4,[35][36][37] Their LSPR position is red shifted as the Au content of alloy is increased, Generally, the core-shell nanoparticles are prepared either by sequential reduction of different metals or segregation during co-reduction. A previous review by Mulvaney 38 44 reported Au@Ag and Ag@Au under citrate reduction.

As for the LSPR of core-shell particles, one should take into consideration two different cases. For relatively thick shell of thickness more than 5 nm, the plasmon absorption peak will be directly related to the shell characteristics and unaffected by the core metal. In 

III.1.2 Metallic thin films

III.1.2.1 Growth and crystallization of metallic thin films

The thin-film formation dates back at least to 1920s. 48 The film formation starts to take place when a sufficient number of vapor atoms or molecules condense and establish a i) Volmer-Weber or island growth: this type of growth take place when the smallest clusters nucleate on the substrate and grow forming three dimensional island features. 49 This growth behavior arises when the atoms or molecules being deposited are more strongly bonded to each other than to the substrate material. This is often the case when the materials of the film and the substrate are different.

ii) Frank-Vander Merwe or layer-by-layer growth: this growth type occurs when the extension of the smallest nucleus occurs in two dimensions resulting in planar sheets formation. 50 In layer-by-layer growth the depositing atoms or molecules are more strongly bonded to the substrate than to each other and each layer is progressively less strongly bonded than the previous one. The typical example of this growth type is the epitaxial growth of semiconductors and oxide materials.

iii) Stranski-krastanov mode: this type of growth is a combination of the layer-by-layer and islands growth. 51 In this mode, the growth starts by layers formation until the growth becomes energetically unfavorable and instead islands begin to form. This sort of growth is fairly common and has been observed in a number of metal-metal and metal-semiconductor systems. For island Volmer-Weber growth, we have
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γ SV < γ fS + γ fV
Where γ SV is the interface tension between the substrate and vapor, γ fS is the interface tension between the film and the substrate and γ fV is the interface tension between the film and the vapor.

If γ fS is neglected, this relation introduce the idea that island growth takes place when the surface tension of the film exceeds that of the substrates. From here, it originates that the deposited metals tend to form clusters or islands on glass substrates. 52

III.1.2.2 Annealing effects on metallic thin films

Thermally evaporated thin metallic films have polycrystalline-granular structures.

Thermal annealing treatment initiates recrystallization in the metallic film, causing modifications in all structural-sensitive physical properties of the film. 53 Additionally, thermal annealing contributes in reducing strain and decreasing in the number of intrinsic or extrinsic defects in crystal lattices. For thin metallic films, recrystallization takes place at lower temperatures than in bulk metals. [54][55][56][57] , where a decrease in surface roughness also arise in this temperature range. 58,59 Thermal annealing treatment could be employed to change the metallic islands into metallic nanoparticles. Grain growth around the mentioned temperature is expected to occur mainly through grain boundary shifts towards the particle borders instead of direct adhesion of neighboring grains. After the cleaning process, the glass substrates have been dried using a N 2 stream. The metal evaporation process has been conducted in a vacuum evaporator (Plassys MEB 400, France) using the Joule effect mode with an evaporation rate of 3 Å.s -1 monitored using a build-in quartz crystal sensor. All evaporations have been performed under vacuum of pressure 1.0×10 -6 Torr. The evaporated thicknesses were chosen to be 2 nm to stay below the percolation threshold of the thin metallic films during successive evaporations. 60,61 The thermal annealing operation has been realized using a hot plate at temperature of 250 °C for 20 seconds.

 The fabrication of the Au-T-Au substrate have started by evaporating thin gold film of 2 nm, followed by thermal annealing (250 °C for 20 seconds). A second evaporation of 2 nm gold was realized directly after the thermal annealing step.

 The Ag-T-Ag substrate fabrication firstly started by evaporating thin silver film of 2 nm pursued by thermal annealing. Immediately a second 2 nm thin silver film was evaporated after the thermal annealing.
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~ 65 ~  The Au-T-Ag substrate fabrication is similar to that of the previous substrate except that the first evaporation was of 2 nm thin film of gold and the second evaporation was of 2 nm thin film of silver separated by thermal annealing.

 The Ag-T-Au substrate was fabricated by the consecutive evaporation of 2 nm thin film of silver then 2 nm thin film of gold separated by thermal annealing.

Full experimental details of the fabrication process are summarized in Table III 

III.2.2 X-ray photoelectron spectroscopy (XPS) measurements

Diverse analytical techniques can be used to characterize bimetallic nanoparticles, among which XPS is the most vital due to the perfect match of its probe length (≈ 10 nm) to the thickness of the nanoparticles. Many reports have been published for using XPS characterization on various nanostructures. [62][63][64][65][66][67][68][69][70][71][72] When XPS analysis is performed on nanoparticles, photoelectrons are attenuated throughout the particle before they escape into the vacuum for their kinetic energy analysis.

The well-known attenuation can be modeled to extract structural and morphological information from the XPS data. Au-T-Ag nanoparticles were fabricated by evaporating 2 nm gold followed by 2 nm silver separated by thermal annealing. The estimated metallic percentage would be 50% gold and 50% silver. The calculated percentage based on XPS measurements are 57.8 % silver and 42.2 % gold. The difference between the estimated and the calculated percentage arises from the fact that XPS is a surface effective technique. 73 Since the last evaporated metal is silver, this explains the higher silver percentage compared to gold percentage.

For Ag-T-Au nanoparticles, fabricated by the successive evaporation of 2 nm silver and gold metals, the calculated metallic percentages based on XPS peaks are 43.9 % for silver and 56.1 % for gold. The expected percentages would have been 50% for each metal.

Similarly as described previously, the difference between the estimated and the calculated percentages results from the mentioned XPS characteristics (surface effective technique) where the last evaporated metal is gold.

Thanks to XPS measurements, one can verify the evaporated composition on each substrate. Even if it cannot provide the exact thickness of each metal, it can ensure that the evaporation thickness is reproducible regardless if it is exactly 2 nm or not. positions at 599 nm and 710 nm respectively. For double evaporation system, the particles deposited from the first evaporation followed by thermal annealing can be referred as the assynthesized core particles. As mentioned before, the metallic vapor have a higher tendency to bound to the metal than to the substrate, 52 this leads to the formation of a shell over the core particles. For core/shell nanoparticles with shell thickness less than 4 nm, the plasmonic influence of the core material increases with decreasing the shell thickness. 32,[45][46][47] Knowing that the evaporated shell thickness in our substrates is 2 nm, this means that the shell thickness is small enough to allow the plasmonic influence of the core material to take place. 
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III.2.4 Localized surface plasmon resonance effect on surface enhanced Raman scattering

Surface enhanced Raman spectroscopy measurements were realized using the highresolution Jobin Yvon-Horiba LABRAM. The Raman spectrometer is equipped with an Olympus optical microscope of objectives (10xNA 0.30, 50xNA 0.8, 100xNA 0.9), a red He-Ne laser (632.8 nm) with 20 mW power, a 600 lines/nm dispersive grating, an 800 mm path monochromator and a Peltier CDD detector (1024 x 256 pixels) of 16 bits dynamic range. The experimental parameters were adjusted as follows: the used objective was 10x, the pinhole was 1000 μm and the size of the slit was set at 100 μm with 10 seconds spectra acquisition time for a good S/N ratio. All SERS measurements were carried out after 1 minute of depositing the BPE drop (10 μl) on the substrate.

In order to determine the enhancement effect of the fabricated substrates, the normal Raman spectrum of BPE solution (0.1 M in ethanol-water 1:2 v/v) and the surface enhanced spectrum. This shifting in frequency or in the line width could be attributed to the interaction between the probe molecule and the metal nanoparticles. 75 The obtained SERS spectra of BPE are in good agreement with the reported spectra in the literature, [76][77][78] where the characteristic BPE peaks; benzene ring breathing (1015 cm -1 ), ring vibration (1198 cm -1 ), in-plane CH bending of ethylene (1338 cm -1 ), benzene ring stretching (1605 cm -1 ) and C=C stretching mode (1636 cm -1 ) are clearly present in all the spectra. After referring to the literature, the 

III.3.3 Localized surface plasmon resonance tunability for triple-layered bimetallic nanoparticles

The LSPR measurements for the triple-layer bimetallic nanoparticles were realized using the transmission UV-Vis-NIR spectroscopy under the same experimental conditions described before for the double layer substrates. Assuming that all the four substrates have the same size and surface coverage, the LSPR spectral position were then studied based on the nature of the evaporated metals and their order. Similarly to double layered system, an inversely proportional relation between the SERS intensity and Δλ was obtained also for the three layered system. The Au-T-Ag-T-Au system exhibit the smallest Δλ with an LSPR spectral position at 599 nm, with an optical density of 0.47 provides the highest SERS signal.

III.4 Two layered Ag/Au nanoparticles vs three layered nanoparticles in the surface enhanced Raman spectroscopy according to their enhancing ability

By comparing the substrates within the two-layered and three-layered systems separately, we observe that the SERS enhancement ability is directly related to their LSPR positions and it degree of closeness to the excitation wavelength. However, regarding the two systems together, we observe that the inversely proportional relationship between the SERS signal intensity and Δλ becomes no more valid. By comparing the best substrates obtained The superiority of the triple-layer system over the double layered-system originates from the difference in the interparticle coupling effect for each system. Based on the SEM imaging, the double layer system have nanoparticles with average diameter size of 16 nm with 41% surface coverage, while an average size of 22 nm and surface coverage of 49 % were obtained for the triple layer system, Figure III.16. The increase in particle size and surface coverage results in higher interparticle coupling effect due to the decrease in the interparticle distances. Accordingly, the substrates of the triple layer system have more efficient "hot-spots" than the substrates of the double layer system, explaining the higher SERS enhancement over the triple layer system than over the double layer one. 
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IV.1 Introduction

Following the work realized in the previous chapter and knowing that the highest SERS enhancement has been obtained over the Au-T-Ag-T-Au substrate, we aim in this chapter to study this substrate in more details, willing to understand the reason for such an enhancement, in addition for studying the improvements of its SERS sensitivity.

Firstly we will study the effect of each fabrication step on the SERS enhancement using morphological characterization and extinction spectroscopy. Secondly we will follow the effect of evaporated thickness, thermal annealing temperature and coupling with metallic 

Figure IV.1 SEM images for the as-synthesized NPs (a) Au-T, (b) Au-T-Ag and (c) Au-T-Ag-T-Au NPs; the size distribution based on the SEM images for (d) Au-T, (e) Au-T-Ag, and (f) the Au-T-Ag-T-Au NPs

The size distributions obtained from SEM images analysis are illustrated in IV.1 . Furthermore, the observed shell thickness is approximately 2.3 nm which corresponds to the final evaporated thickness of gold. As shown in the HRTEM image, the Au-Ag core is a bimetallic structure with neither core/shell nor alloy nature. However, the structure includes mixture zones of both gold and silver metals. The obtained metallic distribution in the core based on the HRTEM is in good agreement with the expected one, as the obtained Au and Ag percentages are 48.8% and 51.2 % respectively (knowing that the core is composed of 2 nm gold and 2 nm silver) Table IV.2. The dark zones in the core correspond to gold, as gold have higher atomic number than Ag and thus will appear darker in TEM imaging. 1 However, the Au shell has brighter contrast, this could be related to the low thickness of the shell, where the contrast in TEM imaging is also dependent on the sample's thickness. IV. 3 shows the LSPR positions for the three mentioned substrates. 

Table IV.1 Average diameter size and the surface coverage for the Au-T, Au-T-Ag, and Au-T-Ag-T-Au NPs

Substrate

Figure IV.3 Extinction spectra for Ag-T-Ag-T-Ag, Au-T-Ag-T-Au, and the Au-T-Au-T-Au NPs

Figure IV.4 SERS signals for BPE solution (10 -5 M) over Ag-T-Ag-T-Ag, Au-T-Ag-T-Au, and the Au-T-Au-T-Au NPs

IV.2.3 Homogeneity, reproducibility and stability

As mentioned before, the aim of our work is to fabricate SERS substrates characterized by high enhancement ability associated with homogeneity, reproducibility and high stability under physiological conditions. Thus, we tested the mentioned properties for the substrate having the highest SERS enhancement; Au-Ag/Au core/shell nanoparticles. 

IV.2.3.1 Homogeneity

IV.2.3.2 Reproducibility

To study the reproducibility of the Au-Ag/Au core/shell NPs, we compared five different substrates fabricated separately. 

IV.2.3.3 Stability

In order to evaluate the role of the Au shell in providing stability to the Au-Ag/Au core/shell NPs, a SERS study was made for freshly prepared Au-Ag/Au core/shell NPs and its as-synthesized Au-T and Au-T-Ag NPs. Then, the SERS measurements were repeated over the three substrates after one year using the same probe molecule and following the same experimental conditions. 

IV.3 Improvements of the sensitivity

IV.3.1 Evaporated thickness variations

The nanoparticles size have direct effect on the localized surface plasmon resonance spectral position, 2 where increasing the size will lead to a red shift in the LSPR position. 3 Hence, by increasing the evaporated metal thickness, it is expected that the size of the nanoparticles will increase while keeping the thermal annealing parameters fixed (temperature and time). Therefore we have worked on changing the evaporated metallic thickness for the Au-Ag/Au bimetallic core/shell nanoparticles in an aim to shift their LSPR position more towards the Raman excitation wavelength (632.8 nm) and thus improve their enhancing properties.

Following the same experimental preparations used for the fabrication of Au-Ag/Au core/shell nanoparticles (2nmAu-T-2nmAg-T-2nmAu), three substrates were fabricated following the same strategy but with different evaporation thicknesses of 2 nm-2 nm, 3 nm-3 nm and 4 nm-4 nm for the first two evaporated metals. The last evaporated thickness was kept at 2 nm due to the fact that the plasmonic influence of the core material decreases with increasing the shell thickness. [4][5][6][7] Additionally, increasing the thickness of the last layer will 

Table IV.6 Experimental details for fabricating the 2nmAu-T-2nmAg-T-2nmAu, 3nmAu-T-3nmAg-T-2nmAu and 4nmAu-T-4nmAg-T-2nmAu substrates

M) over the 2nmAu-T-2nmAg-T-2nmAu, 3nmAu-T-3nmAg-T-2nmAu and 4nmAu-T-4nmAg-T-2nmAu substrates

Figure IV.16 The inversely proportional relation between SERS intensities of the benzene ring stretching (1605 cm -1 ) and Δλ (the absolute value for the difference between the Raman excitation wavelength, 632.8 nm, and the LSPR resonance) for 2nmAu-T-2nmAg-T-2nmAu, 3nmAu-T-3nmAg-T-2nmAu, and 4nmAu-T-4nmAg-T-2nmAu substrates

IV.3.2 Thermal annealing temperature effect (post-deposition treatment)

Besides studying the evaporation thickness effect on the LSPR spectral position and its influence on the enhancing ability in Raman scattering, the parameter of thermal annealing temperature is also investigated. This parameter effect is studied because in the metal
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~ 111 ~ evaporation annealing protocol, the evaporation thickness and the annealing temperature are the two most considerable parameters in determining the morphology of the obtained nanoparticles. [8][9][10] Therefore in this part we investigate the effect of annealing temperature on the nanoparticles morphology and its repercussions on the LSPR properties and SERS ability. 

Au

.17 illustrates the LSPR spectra of the five substrates. The increasing in thermal annealing temperature affects the plasmonic properties by two aspects, the LSPR position and broadness. For LSPR position, the gradual rise in temperature from 150 °C to 350 °C results in blue shift pattern in the LSPR position starting at 650 nm for the lowest temperature reaching 588 nm for the highest one. The blue-shifts obtained with increasing the temperature can be related to morphology modifications which take place with temperature changes. The obtained blue shift can be largely viewed as originating from the increase in interparticle separation in order to reduce the surface tension energy between the nanoparticle and the glass substrate 11 . As for the LSPR peak broadness, the FWHM of the plasmonic peaks decreases with increasing temperature. This could be attributed to morphology changes induced by thermal annealing variations, 9,10 where thermal annealing at higher temperatures provides more homogeneous metallic nanoparticles with higher circularity ratio, In the present study we have presented the amelioration attempts on the Au-Ag/Au core/shell NPs in order to improve their SERS activities by increasing the thermal annealing treatment temperature, with 350 °C appearing as the optimum temperature.

IV.3.3 SERS intensity improvements on Au-Ag/Au core/shell bimetallic nanoparticles by

coupling with a gold mirror and a thin oxide spacer layer

IV.3.3.1 Surface plasmon polaritons at flat metal dielectric interface

The classical description of surface plasmon polaritons (SPP) derives from the assumption that surface plasmons SP are coherent charge oscillations propagating on both parts of the semi-infinite metal-dielectric interface, having ε m and ε d as frequency-dependent dielectric functions for metal and dielectric mediums respectively, Figure IV.22. 15 Moreover, for sake of simplicity, we will describe the SPP dispersion for an interface between two semiinfinite media. Maxwell equations are used to understand the physical properties of SPPs. The solution of these equations applied to the flat interface between a conductor and a dielectric CHAPTER IV Improving the sensitivity of Au/Ag Bimetallic Nanoparticles Substrates for SERS Application ~ 116 ~ reveals two polarization types. The first is transverse magnetic mode (TM or p), with the magnetic field H i being parallel to the interface and the second is the transverse electric mode (TE or s), with the electric field E i being parallel to the interface. Surface plasmon polaritons can only be excited by TM polarization, since for SP wave propagates along the surface (xaxis) an E ﬩ i must exist. Accordingly, the TE polarized wave electric field doesn't allow SPP

propagation where E ﬩ i =0. 16 Maxwell equations are presented by:

∇. 𝐷 = 0 ∇. 𝐵 = 0 ∇ × 𝐸 = - 𝜕𝐵 𝜕𝑡 ∇ × 𝐻 = 𝜕𝐷 𝜕𝑡
Where D, B, E and H represent the dielectric displacement, the magnetic induction, the electric field and the magnetic field respectively.

Taking the x-axis along the propagating direction, the electric field and the magnetic field equation are expressed by: 𝐸 𝑖 = (𝐸 𝑥 𝑖 , 0, 𝐸 𝑧 𝑖 )𝑒 𝑍𝑘 𝑧 𝑖 𝑒 𝑖(𝑘 𝑥 𝑖 𝑥-𝜔𝑡)

And 𝐻 𝑖 = (0, 𝐻 𝑦 𝑖 , 0)𝑒 𝑍𝑘 𝑧 𝑖 𝑒 𝑖(𝑘 𝑥 𝑖 𝑥-𝜔𝑡)

Where i is the metal or dielectric component, having Z<0 for metal and Z>0 for dielectric. 𝑘 𝑥 𝑖 is a wave number of a vector parallel to the surface, describing the propagation of electromagnetic wave along the interface. 𝑘 𝑧 𝑖 vector is the damping of the wave along the Assuming the metal as an ideal conductor with 𝐼𝑚𝜀 𝑚 = 0, having simplified dielectric

function 𝜀 𝑚 = 1 - 𝜔 𝑝 2 𝜔 2
The dependence 𝜔(𝑘 𝑆𝑃 ) of 𝑘 𝑆𝑃 (𝜔) = Accordingly, the SPP wavelength is smaller than excitation wavelength 𝜆 𝑆𝑃 ≤ 𝜆 0 , where the SPP wavevector is greater than the that of photon in the free medium.

However, in real metals the influence of both the free-electron and inter-band damping on the excitations of the conduction electrons reveals complex nature of 𝜀 𝑚 and 𝑘 𝑆𝑃 . The SPP are damped with a propagation length 𝐿 = 

IV.3.3.2 Nanoparticles on mirrors

It has been shown that coupling between localized surface plasmons of closely packed nanoparticles form the building blocks for effective SERS substrates. This results in very huge electric field enhancement occurring within the gap between two NPs (so-called a hotspot regime). [18][19][20][21] Additionally, nanoparticles residing above metallic film also show promising enhancements in Raman signals. 22,23 Nanoparticle-film or nanoparticle-on-mirror (NPOM) configuration was first theoretically reported by Metiu, 24,25 illustrating nanoparticles separated by small distances from a bulk metal surface. [26][27][28][29][30][31][32][33][34][35][36][37][38] When the separation distance is in the range between 1-50 nm, an electromagnetic concentration is induced within the gap, between the NPs and the film.

The concentration intensity decreases rapidly with distance. However, distances around 20 nm can still provide high Raman gains (10 3 -10 4 ), as calculated by R. Hell et al. 36 The mentioned electromagnetic concentration emerges from the interaction between the localized surface plasmon of the nanoparticles and the delocalized surface plasmon polariton of the metallic film. 21 Several studies were realized to fabricate SERS substrates based on the coupling concept between metallic nanoparticles and metallic films. Using various separator types such as polymer, 31,36,39 thiol groups 30,33,35 and SiO 2 23,40

, one can manage the separation distances between the nanoparticles and the film. Ye et al, 40 had reported the plasmonic interaction effect between gold nano-rings and a gold film on surface enhanced Raman scattering using Au nanorings-SiO 2 -Au film structures. These Au rings were fabricated by nanosphere lithography with SiO 2 spacer. They have found that an SiO 2 thickness of 50 nm leads to the highest enhancement factor. This result was attributed to the closer structural resonance wavelength to the laser excitation wavelength obtained with this spacer thickness. Later, Mubeen et al. 23 studied the effect of SiO 2 spacer on the SERS enhancing ability of Au NPs-SiO 2 -Au film structure. They obtained the maximum SERS activity for SiO 2 thickness of 2 nm with an angle of incidence of 60°.

It is worth to mention that most of the studies done following the nanoparticles on mirror strategy were realized to obtain SERS ability which did not exist for pure nanoparticles. In our work, we focus on the coupling of our Au-Ag/Au core/shell NPs; which already have high SERS enhancement ability; to Au film with variable SiO 2 spacer thicknesses. We investigate the effect of the spacer thickness in an aim to optimize the SERS
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~ 122 ~ enhancing performance of our already existing substrates. SiO 2 spacer was chosen due to the ability to control its uniform thickness and to provide a fabrication platform for our nanoparticles similar to the glass substrates used in the fabrication of pure Au-Ag/Au core/shell nanoparticles.

IV.3.3.3Au-Ag/Au core/shell nanoparticles coupling with Au film

In this part we describe the fabrication of the substrates combining the Au-Ag/Au core/shell nanoparticles with Au film separated by silica layer of variable thickness. The fabrication process consisted of thermally evaporating 30 nm gold film on cleaned glass substrates using an evaporation rate of 3 Å.s -1 . The Au film was then coated with SiO 2 layer of various thicknesses using electron-beam evaporator with an evaporation rate of 2 Å.s -1 . Au-Ag/Au core/shell NPs were then produced over the SiO 2 layer following the same fabrication strategy described before, where successive gold-silver-gold evaporations of 2 nm thickness each were performed with thermal annealing treatment following the first two evaporations.

For this study, five substrates represented by the following notation 30 nm Au film-xSiO 2 -Au-Ag/Au NPs, where x=10, 20, 30, 40 and 50 nm were fabricated. In addition to the Au-Ag/Au NPs substrate which serves as a reference for our study was also prepared, IV.9

shows the relative enhancement factor calculated using the following equation: The relative enhancement factor rapidly decreases from its maximum at 2.3 for a 10 nm separation thickness reaching 1 for the 50 nm SiO 2 thickness. The interaction between the CHAPTER IV Improving the sensitivity of Au/Ag Bimetallic Nanoparticles Substrates for SERS Application ~ 127 ~ Au-Ag/Au NPs and the Au film separated by 10 nm SiO 2 spacer provides an increase of more than two orders of magnitude in BPE SERS intensity than the Au-Ag/Au substrate. The improvements in SERS enhancement can be viewed as originating from the following two contributions: i) the hot-spots generated from neighboring nanoparticles and ii) the enhanced electric field confined in the gap between the nanoparticles and the film. Hence, the zone consisting of two adjacent nanoparticles over the gold film serve as an antenna concentrating radiant energy in the gap where the molecules reside.

𝐸𝐹 𝑅 = 𝐼 𝑆𝐸𝑅𝑆 1605𝑐𝑚 -1

V.1 Introduction

Following the fabrication and the characterization of the bimetallic nanoparticles carried out in the previous chapters, we are more interested in this chapter by a systematic study of their interesting features to improve our understanding of their plasmonic and SERS enhancing properties. Meanwhile thermal annealing of thin metallic films fabrication method has been employed in the previous two chapters, Electron Beam Lithography (EBL)

technique is adopted in this chapter. It enables the production of nanoparticles arranged in a periodic array with well-defined parameters (shape, size, thickness, and lattice constant). 1 The advantage of the EBL technique resides in seeking the effect of each morphological parameter independently.

Therefore in this chapter we aim to study the plasmonic properties of Ag/Au bimetallic nanoparticles in comparison to Au and Ag monometallic NPs. Firstly, we investigate the size and periodicity effects of monometallic and bimetallic nanoparticles on the LSPR and SERS enhancement ability, where only Au and Ag monometallic nanoparticles have been widely investigated in the literature during the last decade. [2][3][4][5] Additionally, different metallic types of nanoparticles having exactly the same morphological parameters are fabricated in order to follow the effect of nanoparticle metallic nature on the LSPR and SERS properties.

In order to study the nanoparticles type effect on the LSPR and SERS activity, five different substrates of monometallic and bimetallic nanoparticles were fabricated. Each of the fabricated substrate contains eight different patterns with variable diameter size and lattice constants. By comparison between the different patterns, we can study the size and periodicity effects on the LSPR and SERS enhancement within the same type of nanoparticles.

V.2 Monometallic and bimetallic nanocylinders arrays

The nanoparticles investigated in the following chapter are fabricated using Electron 

V.3 Extinction measurements

Extinction measurements were performed using a modified Jobin-Yvon micro Raman spectrometer (LABRAM). The samples were illuminated in normal incidence with collimated white light. The spectra were recorded in transmission configuration using an objective lens (50x, NA=0.8) by removing the edge filters. The investigated area is of approximate 10 µm in diameter, which is smaller than the array dimensions (50µm x 50µm).

V.3.1 The LSPR dependence on NCs size

It is well known that the increase in Ag and Au nanoparticle size results in a red-shift and broadening of the LSPR peak. 4,[7][8][9] Accordingly, we have tested the validity of this behavior for the Ag/Au bimetallic NCs having different composition ratios and order. Thus, Au/Ag bimetallic NCs follow the same behavior regime as monometallic NCs with respect to the size effect on the LSPR position and shape, where an increase in NCs size has resulted in the red-shifting and broadening of the LSPR peak. However, the degree of this red-shift and broadening is different for each NCs type. The size increase shows high influence on the LSPR spectral position for Ag NCs and low influence for Au NCs.

Meanwhile, the changing in size moderately affects the LSPR position for the bimetallic NCs.

On the other hand, the peak width of the LSPR is affected by the NCs size in this decreasing order: bimetallic, Au and Ag NCs. 

V.3.2 Effect of interparticle spacing on the LSPR

In addition to the size effect on the LSPR position, the inter-particle distances also influence the LSPR properties. 8,10 In order to monitor the inter-particle separation distance effect on the LSPR, we compare the monometallic and bimetallic arrays having two different lattice constants for a fixed diameter size. electrostatic and electrodynamic terms. The electrostatic term, which is proportional to 1/a 3 , is dominant for relatively small inter-particle separations and it was found to cause red-shift in the LSPR peak as the lattice constant decreases. On the other hand, the electrodynamic term, being proportional to 1/a, was shown to dominate when the lattice constant of the array is comparable to the wavelength of light. Electrodynamic interactions cause red-shifts and FWHM decrease in the resonance peak as the inter-particle separation increases. 4,11 The lattice constants discussed in our study are comparable to the wavelength of the incident light, and the obtained red-shift behavior and FWHM decrease with particles separation increase are in good agreement with literature experimental, and modeling studies. 4 This red-shift increases in value with increasing the diameter size, having 42, 55, 71 and 84 nm shift for 110, 145, 175 and 210 nm diameter size of Au NCs, respectively. 

V.3.3 Composition distribution and NCs nature effect on the LSPR

After discussing the size and periodicity effect, we focus now on the metallic composition and the evaporation metallic order effects on the LSPR properties. shifted in comparison to the Ag-Au NCs, knowing that both NCs have equal metallic ratios of silver and gold. We interpret this difference in LSPR by the different interfaces found in the two systems, where Au-substrate and Ag-air are the two interfaces present in the Au-Ag NCs while Ag-substrate and Au-air interfaces exist in the Ag-Au NCs. Thus, the metal-substrate interface appears to overcome the metal-air interface, causing a red-shift in LSPR for the Au-Ag NCs.

Remarkably, the Ag NCs present the sharpest LSPR peak among the five different substrates for all the diameter sizes. This could be explained by the fact that Ag nanoparticles are less influenced by the inter-band transitions and conduction electrons than Au nanoparticles. 12 Additionally, we can observe a broadening in the LSPR peak of Au-Ag NCs in comparison to that of Ag-Au NCs. This can be also related to the Au-substrate interface present in Au-Ag NCs leading to LSPR with FWHM greater than that of Ag-Au NCs where the Ag-substrate interface exists, Figure V.6.

. (648 nm for d= 210 nm and a= 300nm) also lying within that of pure gold (678 nm for d= 210 nm and a= 300 nm) and silver (603 nm for d= 210 nm and a= 300 nm) NCs for all the studied diameter sizes and lattice constants. Similarly to thermal annealing of thin metallic film technique, the LSPR position of Au-Ag-Au NCs is also more shifted toward that of pure Au NCs obtained using EBL fabrication method.

V.4 SERS measurements over monometallic and bimetallic NCs

Surface enhanced Raman spectroscopy measurements were realized using the high resolution Jobin Yvon-Horiba LABRAM, using a 10x objective and a helium-neon laser to excite the particle arrays at a wavelength of 632.8 nm. BPE of concentration 10 
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The main aim of this work was to develop reliable, highly enhancing SERS substrates which can meet the commercial standards. Based on the high enhancing ability of silver nanoparticles and the inert nature of gold nanoparticles, makes the idea of combining the two metals in a bimetallic nanostructure as an interesting approach in order to sum up the merits of both silver optical enhancing properties and gold surface properties. 
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III.2.4 LSPR effet sur la diffusion Raman exaltée de Surface

Afin d'évaluer l'effet de la position de plasmons de surface localisés sur l'exaltation Raman, les intensités SERS de benzène ring stretching (1605 cm -1 ) sont tracées vers Δλ (la valeur absolue de la différence entre le longueur d'onde d'excitation Raman (632,8 nm ) et la résonance LSPR) pour chacun des quatre substrats (Figure 4).
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III.3.3 Accordabilité de LSPR de nanoparticules bimétalliques en triple couche

Toutes les mesures LSPR pour les substrats bimétalliques en couches triple ont été réalisées en utilisant la spectroscopie UV-Vis-NIR. La Figure 5 représente les positions spectrales LSPR pour chacun des quatre substrats. L'étude de l'effet du pourcentage de chaque métal évaporé sur les positions LSPR montre que, avec l'augmentation de pourcentage de l'or à l'intérieur de la nanoparticule à un décalage vers le rouge est obtenue.
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Figure 5. Spectres LSPR pour les nanoparticules bimétalliques en couches triples Au-T-Ag-T-Ag, Ag-T-Au-T-Ag, Ag-T-Au-T-Au, et Au-T-Ag-T-Au substrats.

Suivi de l'effet de l'ordre de l'évaporation de métal sur la position LSPR révèle un effet plasmonique supérieur de la première couche à la deuxième couche. En d'autres termes, la présence d'or dans la première couche aura une incidence sur la résonance plasmonique de plus que sa présence dans la deuxième couche. Le plus important, la troisième couche a un effet plus fort sur LSPR des deux premières couches.

III.3.4 LSPR effet sur la diffusion Raman exaltée de Surface

Afin de trouver la relation entre la capacité d'exaltation des substrats par rapport à leurs positions de LSPR, l'intensité de SERS de benzene ring stretching (1605 cm -1 ) est tracées en fonction de Δλ Figure 6.
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  scattering. For the last three decades Raman techniques have been experiencing increasing application in many fields. The interest in Raman spectroscopy has re-emerged due to the high enhancement in Raman signals observed for molecules in a close proximity to special metallic surfaces. This enhancement in Raman signal, so called surface enhanced Raman scattering (SERS) opens a wide range of application of Raman technique for trace analysis, chemical analysis, environmental monitoring and biomedical treatments. SERS originates from coupled optical responses of metallic nanostructures such as gold, silver or copper and of molecules located on their surfaces. Such kind of nanoparticles differs strongly from the respective bulk material in their optical response, exhibiting localized surface Plasmon resonance (LSPR). These collective electron charge oscillations upon excitation by light lead to a strong extinction band in the visible or near-infrared spectral General Introduction ~ 4 ~ range. The spectral properties of this resonance behavior are highly dependent on the metal's size, shape and dielectric surrounding of the particles.

Figure I. 1 .

 1 The induced dipole in its turn emerges a linear restoring force to the system. Collective electron oscillations with a particular time period also exist in metallic nanoparticles and are referred as localized surface plasmon (LSP). If the energy of the electromagnetic radiation matches the LSP energy, localized surface plasmon resonance (LSPR) is induced and leads to a strong enhancement in the electromagnetic near-field in the vicinity of the particle surface. For noble metal nanoparticles such as gold, silver and copper, their LSPR peaks lie in the visible and near-infrared spectral range. The LSPR frequency is dependent on the particle shape, size, material dielectric function and surrounding dielectric medium.
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 11012 Figure I.1 Schematical view of the electron density oscillation inside a metal nanoparticle caused by incident electromagnetic radiation, so-called localized surface plasmons (LSP).The dipole is induced in the same direction as the incident polarization (blue arrow).

  Figure I.2.

Figure I. 2

 2 Figure I.2 Surface plasmon resonance of 9, 22, 48, and 99 nm spherical gold nanoparticles.24 

  Figure I.3. 24

Figure I. 3

 3 Figure I.3 Size-dependent surface plasmon absorption of gold nanorods. Optical absorptionspectra of gold nanorods with mean aspect ratios of 2.7 (dot) and 3.3 (dash) are shown. The short-wavelength absorption band is due to the oscillation of the electrons perpendicular to the major axis of the nanorod while the long-wavelength band is caused by the oscillation along the major axis. The absorption bands are referred to as the transverse and longitudinal surface plasmon resonances respectively.24 

  array of near-field interacting dipole points. Consequently, strong field localization CHAPTER I Background of Surface Enhanced Raman Scattering ~ 16 ~ emerges in the nano-sized gaps between the adjacent nanoparticles. 43 This strong field localization results from the response of the far-field scattering, supplanted by the near-field excitation of plasmon modes in neighbor particles. Figure I.4 illustrates the experimentally observed (a,c) and simulated (b,d) distribution of electric field above well-separated gold nanoparticles and a chain of closely spaced gold nanoparticles. 44 These interparticle junctions, having highly localized fields, can serve as hot spots for field enhancement. Such hot spots have been claimed to provide extraordinary enhancements to the surface enhanced Raman scattering (SERS).

Figure I. 4

 4 Figure I.4 Experimentally observed (a, c) and simulated (b, d) intensity distribution of the optical near-field above an ensemble of well-separated gold particles (a, b) and a chain of closely spaced gold nanoparticles (c, d).44 

Figure I. 5

 5 Figure I.5 Schematic presentation of near-field coupling between nanoparticles for the two different polarizations.

Figure I. 6

 6 Figure I.6 (a) Extinction spectra for square two-dimensional gratings of gold nanoparticles (height 14 nm, diameter 150 nm) with grating constant d situated on a glass substrate. (b)Plasmon decay time versus grating constant observed using a time-resolved measurement.45 

Figure I. 7

 7 Figure I.7 Schematic representation of Raman and Rayleigh scattering: (a) energy diagram of scattering process; (b) Raman and Rayleigh spectra.

Figure I. 7 48 I. 2 . 1 . 2

 748212 Figure I.7(b).Since more molecules exist in the ground state than those in the excited state, the anti-stokes line is much less intense than the stokes line.48 

Figure I. 8

 8 Figure I.8 Schematic representation of symmetric c-o stretch and asymmetric c-o stretch, Infrared selection rules.

Figure I. 9

 9 Figure I.9 Schematic representation of symmetric stretch in carbon dioxide for its equilibrium, extended, and compressed symmetric motions. Raman selection rules.

CHAPTER I Background of Surface Enhanced Raman Scattering ~ 23 ~

 23 written as 𝑄 = 𝑄 0 𝑐𝑜𝑠2𝜋𝜈𝑡. Where Q 0 is the vibrational amplitude. Taking only one normal mode of vibration Q, α is a linear function of Q 0𝛼 = 𝛼 0 + ( 𝛿𝛼 𝛿𝑄 ⁄ ) 0 𝑄Where α 0 is the polarazability at the equilibrium position, and ( 𝛿𝛼 𝛿𝑄 ⁄ ) 0 is the change rate of α with respect to the normal coordinate Q.From equation 𝜌 = 𝛼 • 𝐸 and 𝐸 = 𝐸 0 𝑐𝑜𝑠2𝜋𝜈 0 𝑡 𝜌 = 𝛼𝐸 0 𝑐𝑜𝑠2𝜋𝜈 0 𝑡where 𝛼 = 𝛼 0 + ( 𝛿𝛼 𝛿𝑄 ⁄ ) 0 𝑄, and 𝑄 = 𝑄 0 𝑐𝑜𝑠2𝜋𝜈𝑡

58

 58 

Figure I. 10 3 CHAPTERI

 103 Figure I.10 Simple schematic diagram for understanding the concept of electromagnetic SERS enhancement.A molecule separated by a distance d from the sphere, is subjected to two electromagnetic fields. The first is the incoming field E 0 and the second is the induced dipole E sp from the metal sphere. The two fields are combined in one field E M .

Figure I. 11

 11 Figure I.11 Schematic diagram of the four-step process of the photon-driven charge transfer model for a molecule adsorbed on an electrode.Generally, chemical mechanism contributes to Raman enhancement on the molecular level. This effect is influenced by the adsorption surface, the bonding geometry and the

Figure I. 12

 12 Figure I.12 (a) Transmission electron microscopy (TEM) image of Au nanospheres. 94 (b)

2 44 ~Figure II. 1

 2441 Figure II.1 The schematic of the electron beam lithography process: (1) Cover a thin layer of resist on the glass substrate by spin coating. (2) Deposit a conducting polymer layer. (3) Write the structure by electron beam. (4) Remove espacer 300Z polymer layer by water (5) Development with MIBK/IPA. (6) Evaporation of chromium adhesive layer. (7) Evaporate a metal (Au, Ag) layer.(8) Remove the remaining resist and the metal covering it ("lift off") leaving a small metal pattern behind. (9) After "lift-off": The metallic nano-patterns are on glass substrate.

Figure II. 1

 1 Figure II.1 displays the fabrication steps of metallic nanoparticles with the use of EBL. The steps had been developed by engineers and researchers in the LNIO, UTT laboratory and were adapted in a manner compatible for preparing nanostructures. These steps are represented as follows:

Figure II. 2

 2 illustrates a schematic diagram of the typical EBL configuration. The basic components of lithography system are:

Techniques ~ 46 ~Figure II. 2

 462 Figure II.2 Schematic illustration of an EBL system controlled by PC.3

Figure II. 3

 3 Figure II.3 Diagram of electron beam exposure procedure

49 ~Figure II. 4

 494 Figure II.4 Schematic illustration of the homemade UV-Vis-NIR spectroscopy.

  .5). These electrons are accelerated by applying a sufficient potential (1-30 KV), then a set of different electromagnetic lenses is used to control their flow and generate an electron beam which can be focused and scanned on a definite spot on the sample's surface. The incident electrons with sufficient kinetic energy give different signals depending on the electron-sample interaction. The signals notably include secondary electrons (SE), and backscattered electrons (BSE).

Figure II. 5

 5 Figure II.5 Drawing of a scanning electron microscope

Figure III. 1

 1 Figure III.1 Examples of hybrid nanoparticles: (a) dielectric@metal core-shell, (b) metal@dielectric core-shell, (c) metal@metal coreshell,(d) metal@metal@metal core-shell, (e) metallic nanotriangle with overcoat of second metal, (f) heterodimer composed of dielectric and metal parts, (g) heterodimer composed of two different metal parts,(h) semiconductor crystal with attached metal nanosphere, (i) crosssection through alloyed metal nanoparticle showing disordered nature of atomic occupancies, (j) cross section through nanoparticle composed of an intermetallic compound showing ordered atomic occupancy, (k) metal nanorods coated in a thick shell of dielectric, (l) dimer with incoherent crystalline interface between the parts, (m) dimer with coherent interface between the parts, (n)nanorods with overgrowth of another metal at the rod ends, (o) nanorods with a sparse overgrowth of a second metal, (p) segmented nanowires or nanowire composed of two or more elements, and (q) "nanotadpole".25 

  Figure III.2. These shifts were modeled, assuming a linear combination of the dielectric data for pure gold and silver as input in calculations based on Mie theory.

Figure III. 2

 2 Figure III.2 Plasmon bands of different silver-gold alloy nanodispersions at different Au mole fractions: (a) 0.1, (b) 0.3, (c) 0.5, (d) 0.7, and (e) 0.9. 36III.1.1.2.b Au/Ag core/shell bimetallic nanoparticlesCore-shell nanoparticles fabrication has also been widely reported in the literature.

  Figure III.3 UV/Vis absorption spectra of Ag/Au core/shell nanoparticles with varying gold shell thickness.

  CHAPTER III Morphological and Optical Studies on Au/Ag Bimetallic Nanoparticles~ 62 ~ permanent residence on the substrate. For most films formation, the starting stage is nucleation.There are three main growth modes: i) island (Volmer-Weber) ii) layer-by-layer (or Frank-Vander Merwe) and iii) Stranski-Krastanov, FigureIII.4. 

  Figure III.4 Basic modes of thin-film growth.

III. 2

 2 Double layer bimetallic nanoparticles III.2.1 Fabrication of double layer Au/Ag bimetallic nanoparticles The nanoparticles investigated in this part have been fabricated by thermal annealing of thin metallic film. Four different two layered nanoparticles have been produced which are represented by: Au-T-Au, Ag-T-Ag, Au-T-Ag and Ag-T-Au. All four substrates have been fabricated on thin commercial glass slides of thickness 0.13 mm and 20 mm × 20 mm dimension, purchased from Carl Roth. Prior to metal evaporation, the glass substrates have been washed with a mixture of detergent (Decon 90) and double-distilled water with a volume ratio of 1:9 in water bath at 50 ̊ C for 20 min. This process has been repeated twice with double-distilled water ultrasonic only in order to ensure the removal of any detergent residues.

  XPS has been used to verify the composition of the double layered bimetallic nanoparticles, shown in Figure III.5. Concerning the calibration, binding energy of the C1s hydrocarbons peak was set at 284.8 eV. We focus on the Ag3d and Au4f pairs for both Au-T-Ag and Ag-T-Au nanoparticles. The Ag3d pair of peaks Ag3d/2 and Ag3d5/2 are obtained at CHAPTER III Morphological and Optical Studies on Au/Ag Bimetallic Nanoparticles ~ 66 ~ 374 eV and 368 eV respectively. The Au4f pair of peaks Au4f3/2 an Au4f7/2 are obtained at 87.9 eV and 84.2 eV respectively. In order to ensure the evaporated metal thickness on each substrate we calculate the percentage of gold and silver metals for the Au-T-Ag and Ag-T-Au substrates.

Figure III. 5 X

 5 Figure III.5 X-ray photoelectron spectra for Au 4f and Ag 3d regions of the (a) Ag-T-Au and the (b) Au-T-Ag substrates.

68 ~III. 2 . 3

 6823 Figure III.6 (a) and Figure III.6 (b), respectively.

Figure III. 6

 6 Figure III.6 SEM images of the (a) Au-T-Ag and (b) Ag-T-Au nanoparticles ; size distribution correspondent to the SEM images for the (c) Au-T-Ag and (d) Ag-T-Au nanoparticles

  Figure III.7 LSPR spectra for the double-layered nanoparticles : Ag-T-Ag, Ag-T-Au, Au-T-Ag, andAu-T-Au substrates.

  Figure III.8. It should be noted that the Raman signal of BPE concentration used for the SERS measurements (10 -5 M) could not be detected on pure glass in our experiments.

Figure III. 8

 8 Figure III.8 Normal Raman spectra of 0.1 M BPE solution in ethanol-water 1:2 v/v and SERS spectrum of 10 -5 M BPE solution measured over Au-T-Au substrate.

  CHAPTER III Morphological and Optical Studies on Au/Ag Bimetallic Nanoparticles~ 72 ~ most probable orientation of the adsorbed BPE molecule is assumed to be perpendicular to the surface.79 

Figure III. 9

 9 Figure III.9 represents the SERS measurements for the BPE solution over the four prepared double layered bimetallic nanoparticle. Ag-T-Ag substrate shows the lowest enhancement between the four samples, whereas Au-T-Ag and Ag-T-Au nanoparticles provide moderate-similar enhancement. The highest SERS signal is obtained on the Au-T-Au substrate.

Figure III. 9  76 ~ 77 ~

 97677 Figure III.9 The SERS spectra of 10 -5 M BPE solution over Ag-T-Ag, Ag-T-Au, Au-T-Ag, andAu-T-Au substrates.

80 ~

 80 Figure III.13 LSPR spectra for the three-layered bimetallic nanoparticles : Au-T-Ag-T-Ag, Ag-T-Au-T-Ag, Ag-T-Au-T-Au, and Au-T-Ag-T-Au substrates.

Figure III. 13

 13 Figure III.13 shows the LSPR spectral positions for each of the four substrates. For studying the effect of the evaporated percentage of each metal on the LSPR position, we compare the substrates having different metallic percentages of gold and silver. For Ag-T-Au-T-Ag and Ag-T-Au-T-Au substrates, they have metallic ratios of 2/3Ag:1/3Au and 1/3Ag:2/3Au respectively, with an LSPR position at 504 nm for the Ag-T-Au-T-Ag nanoparticles and 560 nm for Ag-T-Au-T-Au nanoparticles. This shows that with increasing gold percentage within the nanoparticle, a red shift in LSPR is obtained.

Figure III. 14 82 ~Figure III. 14 83 ~Figure III. 15

 1482148315 Figure III.14 represents the SERS measurements for the BPE solution (10 -5 M) over the four fabricated triple-layered bimetallic nanoparticles. The Au-T-Ag-T-Ag substrate shows the lowest SERS signal, whereas Ag-T-Au-T-Ag provides slightly higher enhancement signal. Ag-T-Au-T-Au nanoparticles have moderate signal, meanwhile the highest SERS signal is obtained over the Au-T-Ag-T-Au substrate.

  within each system we observe that, Au-T-Au substrate have lower SERS signal intensity CHAPTER III Morphological and Optical Studies on Au/Ag Bimetallic Nanoparticles ~ 84 ~ than that of Au-T-Ag-T-Au, despite having an LSPR at 628 nm which is in perfect resonance with the excitation wavelength (632.8 nm), whereas an LSPR of 599 nm was obtained for the Au-T-Ag-T-Au nanoparticles. In addition, the comparison of the Au-T-Ag-T-Au and Au-T-Ag substrates where both have an LSPR of 599 nm, we observe that Au-T-Ag-T-Au substrate shows much more enhancing ability.

Figure III. 16

 16 Figure III.16 SEM image (a) and the size distribution (b) of the Au-T-Ag-Au nanoparticles

IV. 2 . 1

 21 film in improving the Au-T-Ag-T-Au substrate. IV.2 Au-Ag/Au core/shell bimetallic nanoparticles Morphological study For a better understanding of the Au-T-Ag-T-Au nanoparticles behavior in SERS enhancement, we monitor the morphological changes during the fabrication steps. The Au-T-Ag-T-Au where fabricated by the successive evaporation of Au, Ag and Au layers separated by thermal annealing, these are presented by Au-T NPs, Au-T-Ag NPs and Au-T-Ag-T-Au NPs. The SEM images following each fabrication step are illustrated in Figure IV.1 (a), 1(b) and 1(c), respectively representing Au-T NPs, Au-T-Ag NPs and Au-T-Ag-T-Au NPs. CHAPTER IV Improving the sensitivity of Au/Ag Bimetallic Nanoparticles Substrates for SERS Application ~ 94 ~

Figure IV. 1

 1 Figure IV.1 (d), 1(e) and 1(f) respectively representing Au-T NPs, Au-T-Ag NPs and Au-T-

  The Au-T, Au-T-Ag and Au-T-Ag-T-Au NPs have approximately an average diameter size of 11 nm, 15 nm and 22 nm respectively. They also present a surface coverage of 29 %, 41 % and 49 % respectively. By comparing the average diameter size of the three NPs, we can notice an increase of approximately 4 nm between Au-T NPs and Au-T-Ag NPs, in addition to an increase of about 6 nm between Au-T-Ag NPs and Au-T-Ag-T-Au NPs. The estimated increase in nanoparticles diameter after each evaporation step is 4 nm, which is in good harmony with the average diameter size obtained (within the evaporation and size distribution calculation errors).

Figure IV. 1

 1 Figure IV.1 shows the HRTEM image of a single Au-T-Ag-T-Au nanoparticle showing a 15.6 nm/2.3 nm core/shell structure. The observed core size is in good agreement with the average size of Au-T-Ag NPs shown in Figure IV.1 (b) and Table IV.1 . Furthermore,

1

 1 

CHAPTER

  IV Improving the sensitivity of Au/Ag Bimetallic Nanoparticles Substrates for SERS Application ~ 96 ~ Based on the HRTEM, we can refer now to the Au-T-Ag-T-Au NPs as Au-Ag/Au core/shell bimetallic NPs.

Figure IV. 2

 2 Figure IV.2 HRTEM image of a single Au-Ag/Au NP

a) 97 ~IV. 2 . 2

 9722 Au zones inside the core (dark zones); b) calculated diameter based on the HRTEM image CHAPTER IV Improving the sensitivity of Au/Ag Bimetallic Nanoparticles Substrates for SERS Application ~ Silver presence effect in Au-Ag/Au core/shell nanoparticles on the extinction and SERS behaviors We have already succeeded in fabricating bimetallic nanoparticles containing silver and having an LSPR position close to the Raman excitation wavelength. The question which arises here is does the obtained SERS enhancement ability for the Au-Ag/Au NPs originates from the presence of silver, morphology or LSPR spectral position? Answering the question would be possible by comparing the Au-Ag/Au bimetallic NPs with pure triple monometallic silver NPs, Ag-T-Ag-T-Ag and triple monometallic gold nanoparticles Au-T-Au-T-Au. Table

  By comparing the Au-T-Ag-T-Au NPs with the Au-T-Au-T-Au NPs, we can observe a slight blue shift of 6 nm for the Au-T-Ag-T-Au NPs, which confirms the hypothesis we mentioned earlier that the second layer have the lowest effect on the LSPR position. Therefore by substituting the second evaporated metal in Au-T-Au-T-Au by silver nearly did CHAPTER IV Improving the sensitivity of Au/Ag Bimetallic Nanoparticles Substrates for SERS Application ~ 98 ~ not largely affect the LSPR position. However, higher enhancement is obtained over the Au-T-Ag-T-Au in comparison with the Au-T-Au-T-Au substrate, Figure IV.4. This higher enhancement can be attributed to the presence of silver in system having LSPR spectral position in resonance with the Raman excitation wavelength. The size distribution of the nanoparticles in the two substrates based on their SEM images shows an average diameter of ≈19 nm and ≈22 nm for the Au-T-Au-T-Au and Au-T-Ag-T-Au substrates respectively. The two NPs types are comparable in size; meanwhile, the Au-T-Ag-T-Au NPs provide much higher SERS enhancement in comparison to the Au-T-Au-T-Au NPs, Figure IV.5.

99 ~Figure IV. 5

 995 Figure IV.5 SEM image (a) and the SEM based size distribution (b) for the Au-T-Au-T-Au NPs

Figure IV. 6 Figure IV. 6

 66 Figure IV.6 illustrates the LSPR for five different positions on the substrates distributed over 1cm 2 area. The measurements were conducted following the same parameters, mentioning that the collection spot for the LSPR measurements was 10 µm. From the LSPR measurements, one can conclude that the substrate is homogenous in the micro scale level over a large scale.

Figure IV. 7

 7 Figure IV.7 SERS signals for ten BPE drops (10 -5 M) placed on different spots over the Au-Ag/Au core/shell NPs substrate

Figure IV. 8 Figure IV. 8

 88 Figure IV.8 Extinction spectra for five different Au-Ag/Au core/shell NPs substrates

  Figure IV.10 shows nearly the same SERS signal over the Au-Ag/Au NPs after one year whereas that over Au-T-Ag NPs appeared to fade almost totally. The reason for such results can be attributed to the sulfuration or oxidation of silver in the Au-T-Ag NPs, meanwhile this problem is avoided in the Au-Ag/Au NPs since the silver is encapsulated and protected by the Au shell. Thus, Au-Ag/Au core shell NPs represents the CHAPTER IV Improving the sensitivity of Au/Ag Bimetallic Nanoparticles Substrates for SERS Application ~ 104 ~advantage of combining the silver and gold metals in a stable bimetallic system in order to sum the merits of both the silver optical enhancing properties and gold surface properties.

Figure IV. 10

 10 Figure IV.10 SERS response of BPE solution (10 -5 M) over the Au-Ag/Au NPs (line a), Au-Ag NPs (line b) and Au NPs (line c) freshly prepared (A); after 1 year from preparation (B)

CHAPTER

  IV Improving the sensitivity of Au/Ag Bimetallic Nanoparticles Substrates for SERS Application ~ 107 ~ prevent the LSPR tunability, since LSPR spectral position will be dominantly affected by the material of the last layer. Table IV.6 presents the fabrication steps for the three substrates, 2nmAu-T-2nmAg-T-2nm Au, 3nmAu-T-3nmAg-T-2nmAu and 4nmAu-T-4nmAg-T-2nmAu. The SEM images for the three fabricated substrates presented in Figure IV.13 confirm the increasing in nanoparticle size with increasing the evaporated thickness.

CHAPTER

  Figure IV.13 SEM images of (a) 2nmAu-T-2nmAg-T-2nm Au, (b) 3nmAu-T-3nmAg-T-2nmAu and (c) 4nmAu-T-4nmAg-T-2nmAuNPs.

Figure IV. 18 .

 18 Figure IV.18. Such morphological characteristics demonstrate the sharper LSPR spectra with increasing the thermal annealing temperature, where uniform nanoparticles have sharperLSPR spectra than inhomogeneous ones.12 

Figure IV. 17

 17 Figure IV.17 Extinction spectra for the five Au-Ag/Au NPs different substrates with thermal annealing temperatures ranging from 150 °C to 350 °C

Figure IV. 19 Figure IV. 21

 1921 Figure IV.19 SERS response for BPE solution (10 -5 M) over the five Au-Ag/Au NPs different substrates with thermal annealing temperatures ranging from 150 °C to 350 °C

2 𝑐 2 Figure

 22 Figure IV.22 Scheme of surface plasmon polariton propagation.

,Figure IV. 24

 24 Figure IV.24 Dispersion relation for surface plasmon at the flat interface between a Drude metal and dielectric (air) with ε d = 1 and Imε m = 0.

1 2𝐼

 1 𝑚 𝑘 𝑆𝑃 . The penetration depth through the dielectric, at which the amplitude of the evanescent SPP field is equal half the amplitude at the metal surface, is 𝛿 𝑝𝑝𝑑 (𝜔) = | 1 𝑘 𝑧 𝑑 | . Therefore, the general equation of the penetration depth of the SPP into the dielectric surrounding is written as 𝛿 𝑝𝑝𝑑 (

Figure IV. 8 .Au-50nmSiO 2 -

 82 Figure IV.8. Figure IV.25 illustrates the SEM image and the SEM-based size distribution for the 30 nm Au-10nm SiO 2 -(Au-Ag/Au NPs) substrate. The Au-Ag/Au NPs fabricated over the SiO 2 layer have average size of 20 nm in diameter, which proves the same morphology of the Au-Ag/Au core/shell NPs fabricated over the SiO 2 layer as over the glass substrate.

Figure IV. 26 4

 264 Figure IV.26 SERS signals for BPE solution (10 -5 M) over the five 30 nm Au film-xSiO 2 -Au-Ag/Au NPs substrates (x=10, 20, 30, 40 and 50 nm) and the reference Au-Ag/Au NPs substrate

Figure IV. 28

 28 Figure IV.28 shows the relative enhancement factor of the benzene ring stretching peak (1605 cm -1 ) versus the SiO 2 thickness.

Figure IV. 28

 28 Figure IV.28 The relative enhancement factor of the benzene ring stretching peak (1605 cm -1 ) versus the SiO 2 thickness

Beam

  Lithography (EBL) technique. The fabrication started by spin casting of polymethyl methacrylate (PMMA) solution on clean glass substrate producing a ca. 150 nm positive resist layer. The resist is then patterned by exposing it to electron beam at designed positions using a Hitachi S-2500 N Scanning Electron Microscope (SEM) guided by Nano-Pattern Generation System (NPGS) (acceleration voltage of 30 KV, electron dose range from 300 to CHAPTER V Shape-controlled Ag/Au Monometallic and Bimetallic Nanoparticles ~ 134 ~450μC/cm 2 and electron current of 10 pA). After exposure, the substrate is chemically developed (using water, MIBK:IPA / 1:3, IPA) causing dissociation of the exposed areas thus leaving a patterned mask for the subsequent thermal vacuum deposition of metals. Then, the substrate is immersed in acetone for 2 hours in order to remove the remaining PMMA and the metal at the non-exposed areas. Consequently, patterned metallic nanoparticles are only obtained on the substrate.Five different substrates have been prepared exhibiting square pattern arrays of metallic nanocylinders (NCs) (area of 50µm x 50µm) with variable diameter sizes and lattice constants. Where two sets of different diameter sizes of 110, 140, 170 and 200 nm for each substrate, having 300 nm lattice constant for the first set and 450 nm for the second were fabricated. Therefore, this results in eight different patterns for each substrate. For better adhesion of the metallic nanocylinders (NCs), 3 nm of chromium was pre-evaporated forming an adhesion layer between the glass substrate and the desired metallic evaporation. Two monometallic substrates have been prepared, the first by evaporating 50 nm gold and the second by evaporating 50 nm silver. Additionally, three bimetallic substrates have been fabricated, the first by evaporating 25 nm gold followed by 25 nm silver, the second by successive evaporations of 25 nm silver and 25 nm gold and the third by three successive evaporations of 17 nm of gold, silver and gold. As a result, five substrates have been obtained having variable NCs types and of 50 nm height, Figure V.1.

Figure V. 1 Figure V. 2

 12 Figure V.1 Schematic presentation of the five different fabricated NCs types

Figure V. 3

 3 Figure V.3 A, B, C, D and E show respectively the LSPR spectra for the Au, Ag, Au-Ag, Ag-Au and Au-Ag-Au NCs with patterns having increasing diameter size with 300 nm as a lattice constant. All figures show a red-shift and broadening behavior with increased NCs size regardless of their type and the composition.Figure V.4 F and G respectively illustrate the

Figure V. 4 F

 4 and G respectively illustrate the spectral position (λ LSPR ) and the FWHM of the LSPR peak as a function of the diameter size for the five different substrates. Both graphs show a quasi-linear relation for λ LSPR and FWHM with respect to the diameter size. The increasing in Au NCs size from 110 to 210 nm in diameter exhibit a red-shift of 58 nm and an increase in FWHM of 115 nm. For Ag NCs, we obtained a red-shift of 97 nm and a peak broadening of 81 nm for the same size increase. As for the bimetallic NCs, the plasmonic resonance of the Au-Ag, Ag-Au and Au-Ag-Au NCs, red-shifts by 73, 80 and 63 nm and broadening of 144, 102 and 140 nm are observed respectively.

Figure V. 3 Figure V. 4

 34 Figure V.3 The extinction spectra of (A) Au, (B) Ag, (C) Au-Ag, (D) Ag-Au and(E) Au-Ag-AuNCs patterns having different diameter sizes 110, 145, 175 and 210 nm with 300 nm as lattice constant.

Figure V. 5 A

 5 , B, C and D show the extinction spectra for the square arrays of Au NCs with 300 and 450 nm lattice constants for diameter sizes of 110, 145, 175 and 210 nm, respectively. The spectra show red-shift as the NCs separation distance increases for all diameter sizes, which is attributed to the inter-particle coupling among neighboring particles. In earlier studies, electromagnetic interactions among CHAPTER V Shape-controlled Ag/Au Monometallic and Bimetallic Nanoparticles ~ 140 ~ neighboring metallic nanostructures were shown to have different components, the

Figure V. 5

 5 Figure V.5 The extinction spectra of Au NCs patterns of diameter sizes (A) 110, (B) 145, (C) 175 and (D) 210 nm with 300 and 450 nm lattice constant; (E) the red-shift value |𝝀 𝑳𝑺𝑷𝑹 𝒂=𝟑𝟎𝟎𝒏𝒎 -𝝀 𝑳𝑺𝑷𝑹 𝒂=𝟒𝟓𝟎𝒏𝒎 | as a function of the diameter size for the five different substrates Au, Ag, Au-Ag, Ag-Au and Au-Ag-Au NCs.

Figure V. 6

 6 A, B, C and D show the LSPR spectra for Au, Ag, Au-Ag, Ag-Au and Au-Ag-Au arrays having lattice constants of 300 nm for the 110, 145, 175 and 210 nm diameter sizes, respectively. We can notice that all figures show that the Au/Ag bimetallic NCs have LSPR spectral position lying in-between that of Ag and Au NCs. The LSPR corresponding to Au-Ag NCs is red-CHAPTER V Shape-controlled Ag/Au Monometallic and Bimetallic Nanoparticles ~ 142 ~

Figure V. 6

 6 Figure V.6 The LSPR spectra for Au, Ag, Au-Ag, Ag-Au and Au-Ag-Au arrays having lattice constants of 300 nm for the (A) 110, (B) 145, (C) 175 and (D) 210 nm diameter sizes.

Figure V. 7

 7 Figure V.7 The LSPR spectra for Au, Ag, Au-Ag, Ag-Au and Au-Ag-Au arrays having lattice constants of 450 nm for the (A) 110, (B) 145, (C) 175 and (D) 210 nm diameter sizes.

Figure V. 7 A

 7 Figure V.7 A, B, C and D show the LSPR spectra for Au, Ag, Au-Ag, Ag-Au and Au-Ag-Au arrays having lattice constants of 450 nm for the 110, 145, 175 and 210 nm diameter sizes, respectively. As mentioned before, the increase in lattice constant do affect the LSPR peak spectral position and shape. Similarly, increasing the lattice constant from 300 nm to 450 nm affects the LSPR spectral properties in the same manner (peak position and broadening).

The

  SERS signals of BPE obtained over the Au, Ag, Au-Ag, Ag-Au and Au-Ag-Au NCs arrays with the four different diameter sizes are presented in Figure V.8 A, B, C, D and E respectively.Figure V.8 A shows that for Au NCs, the SERS intensity decreases with the increasing of the diameter size. However, for Ag, Ag-Au and Au-Ag-Au NCs exhibit an CHAPTER V Shape-controlled Ag/Au Monometallic and Bimetallic Nanoparticles ~ 145 ~ increase in SERS intensity with the increase in the diameter size (Figure V.8 B, D and E respectively). While for the Au-Ag NCs, the SERS signal nearly remains constant with the size increase (Figure V.8 C).

Figure V. 8

 8 Figure V.8 SERS spectra of BPE (10 -5 M) over the four different diameter sizes arrays (110, 145, 175 and 210 nm) with 300nm lattice constant for the (A) Au, (B) Ag, (C) Au-Ag, (D) Ag-Au and (E) Au-Ag-Au NCS.

Figure V. 9

 9 Figure V.9 Plot of the SERS intensity of the benzene ring stretching (1605 cm -1 ) versus the diameter size of the NCs arrays (Au, Ag, Au-Ag, Ag-Au and Au-Ag-Au NCs)

Figure V. 11

 11 Figure V.11 The SERS intensities of the benzene ring stretching (1605 cm -1 ) and Δλ (the absolute value for the difference between the Raman excitation wavelength, 632.8 nm, and the LSPR resonance) as a function of diameter sizes for the Au-Ag NCs patterns.

Figure V. 12

 12 Figure V.12 The relation between SERS intensities of the benzene ring stretching (1605 cm -1 ) and (A) Δλ (the absolute value for the difference between the Raman excitation wavelength, 632.8 nm, and the LSPR resonance); (B) Δλ L-LSPR (the absolute value of the difference between the λ L = (λ ext + λ R )/2 and the LSPR resonance) as a function of diameter sizes for the Au-Ag-Au NCs patterns.

  The fabrication of several Au/Ag bimetallic (double-layered or triple-layered) nanoparticles SERS-active substrates have been carried out by the thermal annealing of thin metallic film strategy. Concerning the double-and triple-layered bimetallic nanoparticles, an inversely proportional relationship between the SERS intensity and Δλ (the difference between the Raman excitation wavelength (632.8 nm), and the LSPR spectral position) have been observed. Notably, it was found that the substrate Au-T-Ag-T-Au exhibiting the nearest LSPR spectral position to the excitation wavelength provides the best enhancement in Raman intensities among the studied substrates. The enhancing superiority of the triple-layered nanoparticles (which exhibit lower inter-particle separation) over the double layered bimetallic nanoparticles originates from the increase in the inter-particle coupling effect.Accordingly, the substrates of the triple layered nanoparticles have more efficient hot-spots than those of the double-layered nanoparticles.The Au-T-Ag-T-Au substrates have resulted in the highest SERS enhancing ability within the investigated bimetallic nanoparticles. The morphological and compositional studies using HRTEM imaging have showed a core/shell structure with Au-Ag mixed core and Au shell. We have also showed that the highest SERS enhancement observed over the Au-Ag/Au core/shell nanoparticles could be explained by the presence of silver in a bimetallic structure, having LSPR spectral position in resonance with the Raman excitation wavelength. The fabricated Au-Ag/Au core/shell SERS substrates exhibit high spot-to-spot homogeneity, having 2% as percentage relative standard deviation (%RSD) in the SERS signal. Moreover, the sample-to-sample reproducibility has been measured to have 8% as %RSD in the SERS signal. These core/shell nanoparticles exhibit very go long-term stability of approximately one year under ambient conditions. This high stability has been attributed to the presence of the Au protective shell. The optimization studies carried out on the Au-Ag/Au core/shell nanoparticles have shown the following i) 3nm Au -T-3nm Ag -T-3nm Au substrates represents the best evaporation thickness, ii) increasing the thermal annealing temperature results in an increase in the SERS enhancing ability and iii) coupling of Au-Ag/Au core/shell nanoparticles to Au film also results in improving the SERS enhancement.General Conclusion and Perspectives~ 158 ~ The systematic study of the Au/Ag bimetallic nanoparticles using Electron Beam Lithography (EBL) technique has showed that these bimetallic nanoparticles follow the same behavior regime as monometallic particles, with respect to the size effect on the LSPR position and shape. It has been shown that, increasing the nanoparticles size results in redshifting and peak broadening of the LSPR. Moreover, a good agreement in LSPR broadening is obtained between the double layered system in Chapter III and bimetallic nanocylinders obtained by EBL, where LSPR of bimetallic systems are broader than those of monometallic.The majority of the studied monometallic and bimetallic nanocylinders exhibit an inversely proportional relationship between the SERS intensity and Δλ, knowing that the array with the closest LSPR spectral position to the Raman excitation wavelength provides the highest enhancement in Raman intensities. The higher enhancement obtained over the thermally annealed nanoparticles in comparison to the EBL NCs is related the interparticle coupling effect in the thermally annealed nanoparticles, where the EBL NCs are well separated. The coupling between closely packed nanoparticles generates hotspot regions, providing higher SERS enhancement.Recently we have started to employ metallic electroplating technique for the growth of metallic thin films. A home-made electroplating setup with rotating electrode (for better homogeneity) has been used for the fabrication of bimetallic nanoparticles. This technique is expected to provide an even more practical way for the fabrication due to its cost effectiveness and time saving. Additionally, a study of the validation of the inversely proportional relationship between SERS enhancement and Δλ can be undertaken.Additionally, aluminum (Al) and copper (Cu) can be introduced to the Ag-Au bimetallic nanoparticles forming trimetallic system. The Au-Ag-Al nanoparticles can provide further LSPR tunability towards the ultraviolet (UV) spectral region, producing potential high SERS enhancement in the UV spectral domain. The LSPR tunability towards the nearinfrared (NIR) spectral domain can be achieved by the Au-Ag-Cu nanoparticles, these nanoparticles can provide high enhancements in the near-infrared surface enhanced Raman spectroscopy (NIR-SERS). Furthermore, we can take advantage of the tunability and enhancing ability of our fabricated substrates in order to study the signal enhancing behavior in other spectroscopic techniques; fluorescence for example. We can investigate the effects of tuning the LSPR of bimetallic nanoparticles on the fluorescence intensities and the fluorescence life time.General Conclusion and Perspectives~ 159 ~ Minutely, we can understand the fluorescence behavior by studying the relation between the LSPR spectral properties and the fluorescence's excitation and emission wavelengths. The fluorescence enhancing beside the high SERS enhancement will impose these mentioned bimetallic substrates as universal sensing-devices. We can also investigate the use of Ag/Au bimetallic nanoparticles for increasing the photovoltaic devices efficiency. Where employing the nanoparticles in the photovoltaic device can enhance the short circuit photocurrent and improve the power conversion efficiency.
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 23 Accordabilité de LSPR de nanoparticules bimétalliques en double couche Les images MEB des nanoparticules Au-T-Ag et Ag-T-Au présentés dans la Figure 2 (a) et la Figure 2 (b), respectivement, ont montré que la taille moyenne des Au-Ag-T IP et Ag-T IP -AU sont 14 nm et 16 nm Figure 2 (c) et (d).

Figure 2 .Figure 3 .

 23 Figure 2. Images MEB de la (a) Au-Ag-T et (b) Ag-T-Au nanoparticules; distribution granulométrique correspondant aux images MEB pour la (c) Au-Ag-T et (d) Ag-T-Au nanoparticules

Figure 3 .

 3 Figure 3. Spectres LSPR pour les nanoparticules en doubles couches: Ag-T-Ag, Ag-T-Au, Au-T-Ag, et Au-T-Au.

Figure 4 .III. 3 III. 3 . 1

 4331 Figure 4. La relation inversement proportionnelle entre les intensités SERS de benzène ring stretching (1605 cm -1) et Δλ pour Ag-T-Ag, Ag-T-Au, Au-T-Ag, et Au-T-Au substrats.

Figure 6 .

 6 Figure 6. La relation inversement proportionnelle entre les intensités SERS de benzène ring stretching (1605 cm -1) et Δλ pour les substrats Au-T-Ag-T-Ag, Ag-T-Au-T-Ag, Ag-T-Au-T-Au, and Au-T-Ag-T-Au

Figure 7 .IV. 2 . 2

 722 Figure 7. Image MET à haute résolution d'une seule NP de Au-T-Ag-T-Au

Figure 8 .Figure 9 .IV. 3 OptimisationIV. 3 . 1

 89331 Figure 8. Spectres d'extinction pour les NPs Ag-T-Ag-T-Ag (noir), Au-T-Ag-T-Au (rouge), et Au-T-Au-T-Au (bleu).

Figure 10 .

 10 Figure 10.

Figure 10 .IV. 3 . 2

 1032 Figure 10. La relation inversement proportionnelle entre les intensités SERS de benzène ring stretching (1605 cm -1) et Δλ pour les substrats 2nmAu-T-2nmAg-T-2nmAu, 3nmAu-T-3nmAg-T-2nmAu, and 4nmAu-T-4nmAg-T-2nmAu

Figure 11 .Tableau 5 .

 115 Figure 11. La relation inversement proportionnelle entre les intensités SERS de benzène ring stretching (1605 cm -1) et FWHM pour les substrats Au-Ag/Au avec de recuit thermique a températures différentes

Figure 12 .V. 1 V. 1 . 1 Figure 13 Figure 14 V. 1 . 2

 12111131412 Figure 12. L'intensité de la SERS benzene ring stretching (1605 cm -1 ) par rapport à l'épaisseur de SiO 2

Figure 15 Figure 16 .Figure 17 .

 151617 Figure 15 Les spectres LSPR pour les motifs d' Au, Ag, Au-Ag, Ag-Au et Au-Ag-Au ayant des constantes de maille de 300 nm pour le (A) 110, (B) 145, (C) 175 et (D) 210 nm diamètres.
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.2 Surface Enhanced Raman Scattering (SERS) I.2.2.1 SERS effect

  

	CHAPTER I Background of Surface Enhanced Raman Scattering
	typical Raman scattering. However, the usage of metallic nanoparticles to enhance Raman
	cross section of molecules, namely surface enhanced Raman scattering, upgrades the interest
	for Raman spectroscopy.
	I.2Surface enhanced Raman scattering (SERS) was firstly observed by Fleischmann et al.
	~ 24 ~

  Lithographic-based techniques have also attracted considerable research efforts. The Electron Beam Lithography (EBL) is an ideal method for fabricating highly uniform and reproducible SERS substrates. This technique has the advantage of allowing accurate control over the size, shape and spacing of nanoparticles, making it one of the best fabrication methods for optical characterization studies. Disadvantages related to this technique include high cost, low throughput, complexity and low areal density. Recently, diverse nanostructures have been achieved by changing the EBL fabrication conditions such as gold nanorhomb arrays,[START_REF] Huebner | Fabrication and characterization of silver deposited micro fabricated quartz arrays for surface enhanced Raman spectroscopy (SERS)[END_REF][START_REF] Cialla | Probing Innovative Microfabricated Substrates for their Reproducible SERS Activity[END_REF] rectangle structures,[START_REF] Yokota | Nano-textured metallic surfaces for optical sensing and detection applications[END_REF]100 elliptical disks, 101,102 nanohole arrays, 100 metal nanocrescents, 103 nanowells, 104 fisher patterns, 105,106 nanotriangle arrays, 107 and moreover aperiodic arrays. 108,109 Van Duyne and coworkers have pioneered lithography-based

Surface Enhanced Raman Scattering ~ 30 ~ technique, namely nanosphere lithography (NSL), which is more efficient and less expensive than EBL.

[110][111][112][113] 

NSL involves evaporating Ag or Au onto performed arrays of nanopore masks by colloidal particles, followed by the mask removal, leaving the metal deposited in the interstices to form a regular nanoparticles array. Although not lithography but similar technique, so called film on nanosphere (FON) coating, is based on deposition of thick metallic layer over the top of periodically arranged spheres.

111,114 

the key-process in NSL and

  Morris and Collins39 followed by Henglein et al.40,41 fabricated this type of particles by radiolysis. Srnova-Sloufava et al42 fabricated Au shell on Ag seeds using hydroxylamine, Lu et al43 used ascorbic acid as reductant and cetyltrimethyl ammonium chloride (CTAC) as an additional stabilizer to depose silver shells on citrate stabilized gold nanoparticles. Rivas et al.

summarized optical studies on colloidal bimetallic nanoparticles. As for core-shell consisting of gold and CHAPTER III Morphological and Optical Studies on Au/Ag Bimetallic Nanoparticles ~ 61 ~ silver,

  .1.

	Table III.1 Experimental details for fabricating the two layered bimetallic nanoparticles
		First evaporation	Thermal annealing	Second evaporation
		Metal	Thickness (nm)	Temperature (°C)	Time (s)	Metal	Thickness (nm)
	Au-T-Au	Au	2	250	20	Au	2
	Ag-T-Ag	Ag	2	250	20	Ag	2
	Au-T-Ag	Au	2	250	20	Ag	2
	Ag-T-Au	Ag	2	250	20	Au	2

Table III . 2

 III2 The Ag 3d and Au 4f peaks positions, FWHM, area, and the percentage of Au and Ag in the Ag-T-Au and Au-T-Ag substrates.

		Name Position FWHM a)	Area	At% b)
	Au-T-Ag	Ag 3d Au4f	368.2 84.2	2.435 2.556	58248.0 44299.6	57.8 42.2
	Ag-T-Au	Ag 3d Au 4f	368.2 84.2	2.492 2.584	85011.2 113470.0	43.9 56.1

a) FWHM is the Full width at half maximum; b) At% is the metal percentage of Au and Ag

Table IV .

 IV 

			Percentage with	Percentage with respect	Calculated
		Area (nm 2 )	respect to the core	to the core/shell (%)	Diameter (nm) b)
			(%)		
	Au zones a)	34.65+67.07	48.10	28.32	----------
	Au-Ag core	211.45	100	58.87	16.40
	Au-Ag/Au	359.15	169.85	100	21.38
	core/shell				

2 HRTEM image analysis of a single Au-Ag/Au core/shell NP

Table IV . 3

 IV3 Statistical study on SERS signals for ten BPE drops (10 -5 M) placed on different spots over the Au-Ag/Au core/shell NPs substrate

	Position SERS intensity	Mean value	Standard	% Relative
		a.u (1605 cm -1 )		deviation	standard deviation
	1	57713			
	2	58001			
	3	59055			
	4	59193			
	5 6	59459 59607	59542	1126	2 %
	7	60193			
	8	60270			
	9	60560			
	10	61369			

Table IV .

 IV 

	substrates Substrate	1	2	3	4	5	Mean	SD	%RSD
	Substrate LSPR SERS intensity 1 597 a.u (1605 cm -1 ) 47252 48802 52148 54939 57227 52072 2 3 4 5 Mean 580 596 599 596 594	SD 7.7 4144	%RSD 1.3 8
	position(nm)								
	FWHM	142	134	140	154	132	140.4	8.7	6.2
	The SERS signals obtained over the five substrates were compared to follow the
	enhancing reproducibility of the Au-Ag/Au core/shell NPs. The SERS signals of the BPE
	solution (10 -5 M) with acquisition time of 5 seconds are illustrated in Figure IV.9. Table IV.5
	shows the SERS intensity for the benzene ring stretching (1605 cm -1 ) in addition to the
	calculated relative standard deviation which is 8%. Based on the above results, thermal-
	annealing of thin film strategy provides us with highly reproducible substrates for SERS
	measurements.								

4 Statistical study on extinction spectra for five different Au-Ag/Au core/shell NPs CHAPTER IV Improving the sensitivity of Au/Ag Bimetallic Nanoparticles Substrates for SERS Application ~ 103 ~ Figure IV.9 SERS signals for BPE solution (10 -5 M) over five different Au-Ag/Au core/shell NPs substrates Table IV.5 Statistical study on SERS signals for BPE solution (10 -5 M) over five different Au-Ag/Au core/shell NPs substrates

  For metal with negative permittivity (|𝜀 𝑚 | > 𝜀 𝑑 ) we have:

			𝜆 𝑆𝑃 =	2𝜋𝑐 𝜔	𝜀 𝑚 ′ + 𝜀 𝑑 √ 𝜀 𝑚 ′ 𝜀 𝑑
	𝜆 𝑆𝑃 < 𝜆 0 where 𝜆 0 =	2𝜋𝑐𝜔 √𝜀 𝑑	is the excitation wavelength of SPP which is incident from
	the dielectric part of the interface. Having the ratio	𝜆 𝑆𝑃 𝜆 0	< 1, where its value depends on the
	metal, the dielectric and the excitation wavelength.
	Together with the information of the frequency dependence of 𝜀 𝑖 (𝜔), one can express
	the dispersion relation in the form of 𝜔 = 𝜔(𝑘 𝑆𝑃 )
	𝜔 2 (𝑘 𝑆𝑃 ) =	𝜔 𝑝 2 2	+ 𝑘 𝑆𝑃 2 𝑐 2 -√ (	𝜔 𝑝 4 4	+ 𝑘 𝑆𝑃 4 𝑐 4 )
	spaces				
			𝑘 𝑆𝑃 (𝜔) =	𝜔 𝑐	𝜀 𝑚 𝜀 𝑑 𝜀 𝑚 + 𝜀 𝑑 √
	Considering that dielectric permittivity is real for the dielectric (𝜀 𝑑 > 0) and complex
	for the metal (𝜀 𝑚 = 𝜀 𝑚 ′ + 𝑖𝜀 𝑚 ′′ ), with 𝜀 𝑚 ′′ < |𝜀 𝑚 ′ |. The dispersion relation can be expressed in
	terms of its real and imaginary components as 𝑘 𝑆𝑃 = 𝑘 𝑆𝑃 ′ + 𝑖𝑘 𝑆𝑃 ′′ with,
		𝑘 𝑆𝑃 ′ (𝜔) =	𝜔 𝑐	( 𝜀 𝑚 + 𝜀 𝑑 𝜀 𝑚 𝜀 𝑑	) 1 2 ⁄
		𝑘 𝑆𝑃 ′′ =	𝜔 𝑐	( 2𝜀 𝑚 𝜀 𝑚 ′′ ′ 2 ) ( 𝜀 𝑚 + 𝜀 𝑑 𝜀 𝑚 𝜀 𝑑	) 1 2 ⁄
	The SPP wavelength is defined as 𝜆 𝑆𝑃 =	2𝜋 𝐾 𝑆𝑃 ′ , therefore we get:

17 

Arriving to the dispersion relation of SPPs propagating at the interface between the two half

Table IV . 9

 IV9 The SERS intensity of the benzene ring stretching (1605 cm -1 ) and the relative enhancement factor for different SiO 2 thicknesses in the Au film-xSiO 2 -(Au-Ag/Au NPs) substrates

	CHAPTER IV Improving the sensitivity of Au/Ag Bimetallic Nanoparticles Substrates for SERS
		Application		
	SiO 2 thickness (nm)	𝑰 𝑺𝑬𝑹𝑺 𝟏𝟔𝟎𝟓𝒄𝒎 -𝟏 𝐀𝐮 𝐟𝐢𝐥𝐦-𝐱𝐒𝐢𝐎 𝟐 -(𝐀𝐮-𝐀𝐠/𝐀𝐮 𝐍𝐏𝐬) (a.u)	𝑬𝑭 𝑹 =	𝐀𝐮 𝐟𝐢𝐥𝐦-𝐱𝐒𝐢𝐎 𝟐 -(𝐀𝐮-𝐀𝐠/𝐀𝐮 𝐍𝐏𝐬) 𝑰 𝑺𝑬𝑹𝑺 𝟏𝟔𝟎𝟓𝒄𝒎 -𝟏 𝑰 𝑺𝑬𝑹𝑺 𝟏𝟔𝟎𝟓𝒄𝒎 -𝟏 𝑨𝒖-𝑨𝒈 𝑨𝒖 ⁄ 𝑵𝑷𝒔
	10	52311		2.26
	20	39318		1.70
	30	34874		1.51
	40	25849		1.12
	50	23017		0.99
		Au film-xSiO 2 -(Au-Ag/Au NPs)
		𝐼 𝑆𝐸𝑅𝑆 1605𝑐𝑚 -1 𝐴𝑢-𝐴𝑔 𝐴𝑢 ⁄ 𝑁𝑃𝑠	
		~ 126 ~	

  15. Guillot, N. et al. Surface enhanced Raman scattering optimization of gold nanocylinder arrays: Influence of the localized surface plasmon resonance and excitation wavelength. Appl. Phys. Lett. 97, (2010).

	16. Shen, H., Guillot, N., Rouxel, J., de la Chapelle, M. L. & Toury, T. Optimized
	plasmonic nanostructures for improved sensing activities. Opt. Express 20, 21278-
	21290 (2012).
	17. Tan, T. et al. LSPR-dependent SERS performance of silver nanoplates with highly
	stable and broad tunable LSPRs prepared through an improved seed-mediated strategy.
	Phys. Chem. Chem. Phys. 15, 21034-21042 (2013).

Études morphologiques et optiques sur les nanoparticules bimétalliques de Au/Ag

  La nanotechnologie est l'art et la science de manipuler la matière à l'échelle nanométrique, présentant ainsi possibilités de créer de nouveaux matériaux avec des propriétés intéressantes et uniques. En raison des changements substantiels dans la physicochimie des matériaux à l'échelle nanométrique par rapport à leur volume ou des atomes individuels, le domaine de la recherche sur les nanoparticules a considérablement augmenté au cours de ces trois dernières décennies. L'intérêt de l'étude des nanoparticules est dû à leurs propriétés optiques, électroniques, magnétiques et catalytiques distinctes. En particulier, l'adoption de semi-conductrices nanostructures dans le domaine électroniques se traduit par la diminution de la taille du navire de l'ordinateur, ce qui augmente la densité de courant dans les batteries au lithium-ion et la conversion de la lumière en électricité par des cellules solaires. En plus, les points quantiques, des particules d'oxyde de fer et d'autres nanoparticules se sont révélés être des agents très efficaces pour l'imagerie, la détection et l'intervention raupeutic dans le domaine biomédical. de leur correspondant massif dans leur réponse optique pour qu'ils puissent présenter une résonance plasmons de surface localisés (LSPR). Ces oscillations collectives des électrons lors de l'excitation par le plomb lumière à une bande d'extinction forte dans le domaine spectral visible ou le proche infrarouge. Les propriétés spectrales de ce comportement de résonance dépendent fortement de la taille, de la forme du métal et diélectrique entourant des particules. En outre, nous présentons les différentes techniques de caractérisation utilisés dans cette étude qui a aidé de manière complémentaire dans la compréhension de la composition de nanoparticules, leur morphologie et propriétés optiques.Dans notre étude, XPS est utilisé pour confirmer la composition des nanoparticules bimétalliques Au / Ag fabriqués. Les données de XPS obtenues ont été analysées afin d'assurer le pourcentage de métal évaporé de chaque substrat par calcul de l'aire sous les pics

	Résumé de la Thèse en Français Résumé de la Thèse en Français Résumé de la Thèse en Français Résumé de la Thèse en Français
	Il s'agit notamment de spectroscopie photoélectronique aux rayons X (XPS), la microscopie électronique (microscopie électronique à balayage (MEB) et microscopie électronique à transmission (MET)), la spectroscopie infrarouge proche UV-Vis, et la spectroscopie Raman. II. Méthodes et techniques expérimentales Dans cette partie, nous présentons les différentes techniques expérimentales utilisées dans le cadre de nos travaux. II.1 Fabrication de nanostructures métalliques II.3 Spectrométrie photoélectronique X (XPS) Ag3d et Au4f. III. Tout au long de ce chapitre, nous étudier la combinaison de les métaux d'argent et d'or dans des nanoparticules bimétalliques en double-couches et triples-couches pour avoir des substrat SERS accordable et comment cette accordabilité peut affecter la capacité de l'exaltation de la SERS des substrats. En particulier, nous allons étudier l'effet de la nanoparticules diffère fortement Poussé par la recherche de fiables substrats SERS pour les applications de détection, le but de notre étude est de concevoir SERS-actives substrats susceptibles de répondre aux exigences suivantes : facteur important d'exaltation, une bonne stabilité, reproductibilité, homogénéité, fabrication facile et à grande échelle. Recuit thermique de couches métalliques minces procédé de nano-fabrication répond à la plupart des exigences. Parallèlement, les nanoparticules d'argent présentent significativement plus exaltée mise en valeur du champ Dans le chapitre III, la fabrication de substrats bimétalliques de Au / Ag nanoparticules réalisé par recuit thermique de couches minces métalliques est présentée. La composition et l'effet morphologique de la position sur la résonance de plasmons de surface II.1.1 Recuit thermique de couches métalliques II.4 Microscopie électronique à balayage (MEB) localisés en et la relation entre ce dernière et la capacité d'exaltation de la SERS. Le dépôt physique par phase vapeur (PVD) est un ensemble collectif des procédés La microscopie électronique à balayage est utilisé pour obtenir des informations sur la composition chimique des substrats de SERS préparé est vérifiée à l'aide de XPS. Ensuite, les utilisés pour déposer des couches minces de matériau, typiquement de l'ordre de quelques morphologie de la surface de l'échantillon, l'homogénéité chimique, la composition chimique caractérisations morphologiques et optiques des nanoparticules obtenues sont étudiées par triples. nanoparticules monométalliques et bimétalliques fabriqué. nanoparticules en couche doubles est comparée à celle des nanoparticules Au / Ag en couche thermique à la matière d'origine, soit par courant électrique ou faisceau d'électrons directe. MEB est principalement utilisé pour visualiser les propriétés morphologiques des MEB et spectroscopie UV-Vis proche IR. En outre, la capacité de exaltation SERS des nanomètres à plusieurs micromètres. Le processus commence par la fourniture d'énergie qualitative et quantitative à l'échelle micrométrique ou nanométrique. Dans ce manuscrit, III.2
	En outre, les matériaux à l'échelle nanométrique ont prouvé leur potentiel pour améliorer
	l'environnement, à la fois par l'application directe de ces matériaux afin de détecter, prévenir
	et éliminer les polluants, et indirectement grâce à la nanotechnologie pour concevoir propre
	processus industriel et de créer des produits écologiques.
	La capacité d'empreinte moléculaire de la spectroscopie Raman en fait un outil
	intéressant dans des applications de détection. Cependant, deux inconvénients empêche Lithographie par faisceau d'électrons est une technique spécialisée pour la fabrication Raman d'être une technique de détection de premier plan; la faible section (moins de 10 -29 Dans le dernier chapitre de ce manuscrit, une étude systématique des caractéristiques de modèles extrêmement fines jusqu'à l'échelle du nanomètre. Dérivé de microscopes cm 2 .sr -1 ) où une sur 10 6 -10 8 photons incidents est en fait diffusée Raman et les phénomènes des Au / Ag bimétalliques en utilisant un faisceau d'électrons Lithographie (EBL) stratégie de électroniques à balayage, cette technique est basée sur le balayage d'un faisceau d'électrons II.6 Système Raman concurrents ; fluorescence; qui est 13 fois de la magnitude en section plus élevés que diffusion fabrication est pris en compte afin d'améliorer notre compréhension de leurs propriétés focalisé à travers le substrat recouvert d'électrons couche de résist sensible. L'exposition II.2 Spectroscopie UV-Vis-NIR Tous les spectres Raman et SERS présenté dans ce manuscrit ont été recueillies à Raman typique. Pour les trois dernières décennies, les techniques de Raman ont connu une application croissante dans de nombreux domaines. L'intérêt dans la spectroscopie Raman est plasmoniques et exaltation SERS. Tout d'abord, la taille et la périodicité des effets des résister à faisceau d'électrons avec des paramètres spécifiques conduit à motifs bien définis. Dans le présent travail, un UV-Vis-NIR spectromètre fait maison avait été utilisé pour l'aide du microscope Raman à haute résolution Jobin-Yvon Horiba (LABRAM). Elle est Ce manuscrit est divisé en cinq chapitres. nanoparticules bimétalliques sur la LSPR et la SERS capacité d'exaltation sont étudiés en Les principales caractéristiques de la technique EBL sont: i) la haute résolution et la étudier les propriétés optiques des nanoparticules préparées. Ces propriétés optiques des équipé d'un microscope optique Olympus des objectifs différents (10x NA 0,25, 50x NA 0,8, réapparu en raison de la forte exaltation des signaux Raman observées pour les molécules Dans le premier chapitre, nous décrivons les caractéristiques optiques de détail. D'autre part, les types de compositions métalliques différentes et ayant des paramètres homogène, ii) la flexibilité de technique permettant large gamme de matériaux et nombre nanoparticules sont très dépendants de leur taille, la forme et d'autres caractéristiques, et qu'ils 100X NA 0,9), un laser d'excitation hélium néon de 632,8 nm de longueur d'onde, un dans une proximité de surfaces métalliques spéciaux. Cette exaltations du signal Raman, dite nanostructures nobles. Une accentuation particulière est mise sur le caractère soutenable de morphologiques nanocylindres unifiés sont fabriqués de manière à suivre l'effet de leur nature presque infini de modèles et iii) lent, coûteux et compliqué. interagissent avec des longueurs d'onde spécifiques de la lumière qui se compose à la base dispersion de réseau de 600 lignes / mm, un chemin monochromateur de 800 mm et un Raman exaltée de surface (SERS) ouvre une large gamme d'application de la technique Raman pour l'analyse des traces, analyse chimique, la surveillance environnementale et les traitements biomédicaux. ces biens par le changement dans la taille, la forme et la séparation entre des nanoparticules. résultats obtenus. Nous présentons également nos perspectives concernant ce sujet. récentes réalisations dans le domaine de la SERS sont racontés. A la fin, nous présentons une conclusion générale de ce travail en fonction des l'utilisation de EBL. technique d'instruction utile pour leur identification et leur caractérisation. Un fond de diffusion Raman, SERS, les mécanismes d'exaltation largement rapporté et les métallique et de la composition sur les propriétés de LSPR et SERS. La Figure 1 montre les étapes de fabrication de nanoparticules métalliques à pour le domaine de la plasmonique. Cela rend la spectroscopie UV-Vis-NIR comme une détecteur à effet Peltier de CD (1024x256 pixels) de 16 bits dynamique.
	SERS provient de réponses optiques couplés de nanostructures métalliques tels que
	l'or, l'argent ou le cuivre, et des molécules qui se trouvent sur leurs surfaces. Ce type de
	~ 164 ~ ~ 166 ~ ~ 168 ~ ~ 169 ~

électrique par rapport à des nanoparticules d'or, d'imposer l'argent comme matériau idéal pour les substrats SERS caractérisées par des facteurs élevés de exaltation. Toutefois, les nanoparticules d'argent fabriquées par la stratégie susmentionnée précédente ont LSPR en baisse dans la gamme spectrale 400-470 nm, limitant ainsi les hautes exaltations pour Raman longueurs d'onde d'excitation situées dans ou à proximité de ce domaine spectral, alors que la majorité des spectromètres Raman ont d'onde d'excitation de 633 nm. Cependant, nanoparticules d'argent sont instables en raison de sulfuration et l'oxydation de surface. Au contraire, les nanoparticules d'or montrer une grande stabilité dans des conditions physiologiques et avoir la position LSPR dans la gamme spectrale de 550 à 650 nm suivant la même stratégie de fabrication. Combinant ainsi les deux métaux dans une nanostructure bimétallique semble être une approche prometteuse pour résumer les mérites de deux, les propriétés optiques d'exaltation de l'argent et les propriétés surfacique d'or. Tout au long du chapitre II, nous présentons la mise en place expérimentale utilisée pour la fabrication des nanoparticules (de recuit thermique de couches métalliques minces et Résumé de la Thèse en Français ~ 165 ~ lithographie par faisceau d'électrons). Dans le chapitre IV, nous étudions d'abord l'homogénéité, la reproductibilité et la stabilité de la SERS substrat Au / Ag nanoparticules bimétalliques qui présentent le signal le plus intense d'amélioration de Raman. Ensuite, nous présentons la possibilité d'optimisation sur ce substrat pour une exaltation de la SERS plus efficace. L'épaisseur de la couche évaporée, les effets de la température de recuit et le couplage des nanoparticules bimétalliques Au / Ag avec le film Au sont morphologiquement et optiquement étudiés afin de mieux comprendre leur effet sur l'activité de la SERS.

Comme le matériau se rapproche de sa température de fusion, des atomes individuels commencent à s'évaporer de manière uniforme et isotrope à partir de la source. Le procédé est effectué dans un environnement sous vide, ce qui permet les atomes évaporés pour atteindre le substrat sans risque de collision avec les gaz atmosphériques. La pression résiduelle dans le système, la température de la source, la distance substrat-source et la durée de dépôt sont des paramètres clés de PVD.

II.1.2 Lithographie par faisceau d'électrons (EBL)

Résumé de la Thèse en Français ~ 167 ~ Figure 1. Le schéma du procédé de lithographie par faisceau d'électrons Les mesures ont été mises au point par les ingénieurs et les chercheurs du laboratoire LNIO, l'UTT et ont été adaptées de manière compatible pour la préparation des nanostructures. Ces étapes sont les suivantes: 1) dépôt de résist positive par faisceau d'électrons, 2) dépôt d'une couche conductrice, 3) l'exposition au faisceau d'électrons, 4) le développement de produits chimiques, 5) la métallisation et 6) "lift-off".

II.5 Microscopie électronique en transmission (MET)

La microscopie électronique en transmission à travers trois modes de fonctionnement différents, donne des informations sur la structure cristalline et la composition chimique du matériau étudié. Le mode d'imagerie utilisé dans ce manuscrit est le mode d'imagerie à champ claire. Dans ce mode, les zones épaisses de l'échantillon ou régions avec un nombre atomique (Z) plus élevé donnent une contraste sombre.

Nanoparticules bimétalliques en couche double III.2.1 La fabrication et le recuit des nanoparticules

  

Les nanoparticules étudiées dans cette partie ont été fabriqués par recuit thermique de couches métallique mince. Quatre nanoparticules différentes en double-couches ont été produites et qui sont représentés par: Au-T-Au, Ag-T-Ag, Au-T-Ag et Ag-T-Au. Tous les détails expérimentaux du procédé de fabrication sont résumés dans le Table

1

.

Table 1 .

 1 Détails expérimentaux de fabrication de nanoparticules bimétalliques en double couches

1 ere évaporation Recuit thermique 2 eme évaporation

  

	Résumé de la Thèse en Français				
	La spectrométrie photoélectronique X (XPS) a été utilisée pour vérifier la composition
	des doubles couches de nanoparticules bimétalliques Table 2.		
		Métal	Épaisseur	Temperature (°C) Temps	Métal	Épaisseur
			(nm)		(s)		(nm)
	Au-T-Au	Au	2	250	20	Au	2
	Ag-T-Ag	Ag	2	250	20	Ag	2
	Au-T-Ag	Au	2	250	20	Ag	2
	Ag-T-Au	Ag	2	250	20	Au	2
				~ 170 ~			

Table 2 .

 2 Les positions de pics Ag 3d et Au 4f, FWHM, area et le pourcentage de Ag et Au dans les substrats Ag-T-Au et Au-T-Ag.

		Nom	Position FWHM a)	Area	At% b)
		Ag 3d	368.2	2.435	58248.0	57.8
	Au-T-Ag	Au4f	84.2	2.556	44299.6	42.2
		Ag 3d	368.2	2.492	85011.2	43.9
	Ag-T-Au	Au 4f	84.2	2.584	113470.0	56.1

a) FWHM is the Full width at half maximum; b) At% is the metal percentage of Au and Ag

Table 3 .

 3 Les détails expérimentaux pour la fabrication des nanoparticules bimétalliques trois couches

			Ag-T-Au-T-	Ag-T-Au-T-	Au-T-Ag-T-	Au-T-Ag-T-
			Au	Ag	Ag	Au
	1 ere	Métal	Ag	Ag	Au	Au
	évaporation					
		Epaisseur	2	2	2	2
		(nm)				
	1 ere recuit	Température	250	250	250	250
	thermique	(°C)				
		Temps (s)	20	20	20	20
	2 eme	Métal	Au	Au	Ag	Ag
	évaporation					
		Epaisseur	2	2	2	2
		(nm)				
	2 eme recuit	Température	250	250	250	250
	thermique	(°C)				
		Temps (s)	20	20	20	20
	3 eme	Métal	Au	Ag	Ag	Au
	évaporation					
		Epaisseur	2	2	2	2
		(nm)				
	De même pour les nanoparticules bimétalliques en doubles couches de, la technique
	XPS a été utilisé pour assurer la composition métallique des nanoparticules (Table 4).

Table 4 .

 4 Les positions de pics Ag 3d et Au 4f, FWHM, area et le pourcentage de Ag et Au dans les quatre substrats.

		Name	Position	FWHM a)	Area	At% b)
	Au-T-Ag-T-	Ag 3d	368.8	2.522	168614	91.7
	Ag	Au4f	84.2	2.640	15797	8.3
	Ag-T-Au-T-	Ag 3d	368.2	2.606	134050	74.5
	Ag	Au4f	84.2	3.013	47851	25.5
	Ag-T-Au-T-	Ag 3d	368.2	2.674	2820	11.8
	Au	Au4f	84.2	2.673	21090	88.2
	Au-T-Ag-T-	Ag 3d	368.2	2.522	27754	23.8
	Au	Au4f	84.2	2.687	92522	76.2
	a)	FWHM is the Full width at half maximum; b) At% is the metal
	percentage of Au and Ag			
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