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Fig. [3][4][5][6][7][8][9][10][11][12][13] Comparison between the nonlinear theory and the linear poroelasticity for constrained swelling of a hydrogel layer, cited from the reference [START_REF] Bouklas | Swelling kinetics of polymer gels: comparison of linear and nonlinear theories[END_REF]. Label of y axial h/h 0 is the thickness ratio of a thin hydrogel layer, which is normalized by initial thickness h 0 . Label of x axial t/τ t is the swelling time, normalized by a time scale of τ t . 

Abstract

Using agro fiber as reinforcement of polymer composites attracts numerous investigations due to the good mechanical properties and environmental benefits. Prior to blend agro fiber with polymer, chemical treatment can be employed to treat agro fiber for the purpose of reducing the hydrophilicity of fiber and improving the interfacial adhesion fiber/polymer matrix. In this thesis, water and alkali are utilized to treat hemp fiber firstly and then three silane agent as 3-(Trimethoxysilyl)propyl methacrylate (MPS), N- propyl]aniline (PAPS) and

(3-Aminopropyl)-triethoxysilane (APS) are employed to modify the hemp fiber surface.

These treated or modified fibers are blended respectively with polypropylene (PP) to manufacture the hemp fiber/PP composites. The effects of these different treatments on the structure, components and hydrophilicity of fiber, and the mechanical properties of the reinforced PP composites are studied. Moreover, the accelerated ageing experiments including humidity, temperature and ultraviolet of the reinforced PP composites are conducted. The results showed that the fiber treatment of water and alkali has a considerable effect on fiber structure, mechanical properties and durability of the reinforced composites. The silane agent modification of fiber has less influence on the fiber structure but its functional group has great influence on the mechanical properties and ageing resistance of the reinforced composites. 

Résumé

General introduction

With the increasing attentions on environment and sustainable development, industries prefer using natural planted fiber as reinforcement of composites due to its good mechanical properties and environmental benefits. Given the importance and ongoing research interests in this field, this thesis mainly focused on the chemical treatment of hemp fiber and the effects of these treatments on both the fiber and the reinforced polypropylene composites.

In the chapter 1, the structure/components, mechanical properties and hydrophilicity of planted fiber are firstly introduced. To overcome the hydrophilicity of planted fiber and improve the interfacial adhesion of fiber/matrix, the generally treatment methods of planted fiber include physical treatments like corona and plasma, and chemical treatments like mercerization, silanization, acetylation, fungi, etc. The reported matrix or composites reinforced by planted fiber including petrochemical matrix, biodegradable matrix, hybrid composites and all-cellulose composites are also introduced. Further, the durability of planted fiber reinforced composites especially the humidity and ultraviolet ageing are introduced.

In the chapter 2, the hemp fiber are treated by water, alkali and three silane agent In the chapter 3, the humidity ageing and thermal ageing of hemp fiber reinforced PP composites are performed. The effects of humidity ageing on mechanical properties, weight gains of composites are discussed and their fracture sections after tensile tests are observed. Then, the swelling behavior including the swelling direction and swelling ratio of elementary hemp fiber and the dimensional stability of the reinforced composites are studied. In addition, according to the free energy function based on the Flory-Rehner theory, the swelling force of elementary hemp fiber is calculated. Finally, the effects of thermal ageing on the mechanical properties of composites are discussed.

In the chapter 4, UV ageing of the hemp fiber reinforced PP composites is conducted. Firstly, the effects of UV ageing on the morphology and mechanical properties of neat PP are discussed. Then, the effects of water/alkali treatment of fiber, PP-g-MAH, and three silanes modification of fiber on the UV resistance of fiber reinforced PP composites are discussed, respectively. The scanning electron microscopy (SEM), digital microscopy, Fourier transform infrared spectroscopy (FTIR), ultraviolet-visible spectroscopy (UV-Vis), X-ray diffraction (XRD) and tensile tests are employed for the characterization of composite degradation.

The chapter 5 presents the main conclusions in this thesis and some perspectives concerning the future work in the planted fiber reinforced composites. Natural planted fiber like hemp, kenaf, jute and sisal reinforced composites attracted lots of attentions in recent years for their good mechanical properties and environmental benefits. Compared with glass fiber, natural planted fiber of low density, can neutralize carbon dioxide in their vegetation process and with no abrasion in the fiber process [1].

Chapter 1

Planted fibers and reinforced composites

However, there are also many challenges in using planted fiber as reinforcing fiber in polymer composites, such as the variability, the natural hydrophilicity of fiber, and the weaker interfacial adhesion of fiber/matrix. The fiber components and properties are variable between fibers, which could be affected by fiber type, planted environment (local climate), retting process, separation methods and fiber treatment. Even in the same bundle, the fiber mechanical properties are variable in different regions [2]. Due to the rich hydroxyl groups, the natural planted fiber shows higher hydrophilic properties, which is incompatible with most hydrophobic plastics [3]. Besides this, the hydrophilicity will also play a role in the dimensional stability of the reinforced composites caused by water uptake behavior. More importantly, the hydrophilicity results in weak interfacial strength of fiber/plastics leading to low mechanical properties of the reinforced composites Physical/chemical treatment of natural planted fiber is one of the effective methods to decrease its hydrophilicity and improve the interfacial adhesion with the polymer matrix. The physical treatment (corona or plasma) could increase the surface energy without changing the chemical components of hemp fiber. Meanwhile, chemical treatment could decrease the hydrophilic properties by removing hydroxyl groups (hemicellulose) and improve the compatibility with polymer matrix by grafting functional groups onto the fiber surface. In addition, chemical treatments may also have an impact on the thermal and mechanical properties of hemp fiber.

Besides the efforts of improving the mechanical properties of natural planted fiber reinforced plastic composites, the durability of these composites are also important in their final application. In the outdoor applications, the influence could come from humidity, temperature and ultraviolet (UV). The environmental humidity leads to the planted fiber degradation which would decrease the mechanical properties of composites. And the fiber swelling accelerates the interface degradation by generating shear force in interfacial phase. Moreover, the fiber swelling results in the composites expansion together with the dimensional stability of composites decreased. It's believed that the temperature ageing would accelerate the water absorption behavior during the humidity ageing. The UV radiation enhances both the degradation of plastics matrix and the planted fiber. However, the mechanisms of these ageing are not clearly described or profoundly understood.

In this chapter, we firstly introduce the natural planted fiber, especially its structure and components. Then we summarized the reported treatments used in planted fibers. Afterwards, the different strategies of planted fiber reinforced composites; the humidity and ultraviolet ageing of the composites are discussed.

Natural fibers

Natural fiber includes planted fiber (jute, hemp, flax, coir, sisal, cotton, etc.), wood fiber, animal fiber (silk, wool), man-made cellulose fiber (rayon fiber) and mineral fiber (asbestos, wollastonite fiber). Except animal fiber, all the others have been reported by using as reinforcing fiber in plastic composites. These reinforcing planted fibers could come from different parts of plant, such as bast, leaf, seed or core.

Only planted fiber and its reinforced composites are discussed in the following section of this chapter.

Components and structure

The planted fiber generally composes cellulose, hemicellulose, lignin, pectin, wax et al. As the main and basic components of natural fiber, cellulose is generally believed to be a linear condensation polymer with up to 14000 repeating number of anhydrocellobiose unit. Cellulose is resistant to stronger alkali (17.5 %) but is easily hydrolyzed by acid [4]. Unlike cellulose, hemicellulose shows a relatively lower degree of polymerization. It comprises different sugar units in chain branching, which differs from plant to plant. Lignin comprises both aliphatic and aromatic constituents. Due to this, lignin shows hydrophobic properties and contributes to the rigidity of planted fiber.

The lignin could be dissolved by hot alkaline solution, but not hydrolyzed in acid [5].

Pectin consists of polysaccharide acid, which is soluble in water after a partial neutralisation with alkali or ammonium hydroxide. Waxes consist of different alcohols, which is insoluble both in water and acids [6].

The structure of natural fiber is presented in figure 1-1. The planted fiber has the structure of cell wall around the lumen. The cell wall could be divided into primary wall and second wall (layer-S1, S2 and S3), which has different spiral angle and composition [7]. The cell wall could be considered as a composite with the "reinforcement" of oriented semi-crystalline cellulose (microfibrils) embedded in the "matrix" of hemicellulose/lignin. The hemicellulose connects with cellulose by hydrogen bonds. The lignin acts as cementing agent to increase the stiffness of the composites. 

Mechanical properties

Planted fiber has good mechanical properties and low density. The mechanical properties of natural fiber are mainly affected by the cellulose content, spiral angle and degree of polymerization. Fiber with a higher cellulose content [10], lower spiral angle and higher polymerization degree generally shows a higher tensile strength and modulus [6]. Well oriented cellulosic fibers like flax have higher Young's modulus than medium orientation fibers like cotton [11].

The tensile strength of fiber differs in the position of stem and fiber diameter.

Duval A. et al. [2] found that the fibers from the middle stem exhibit higher tensile strength and ultimate elongation than fibers from top and bottom, but there are no differences in fiber stiffness. And it's observed that the fiber mechanical properties strongly depend on their diameters.

Dislocation is considered as the weakness linkage in planted fiber. Dai D. et al. [12] illustrated that the dislocation decreases fiber mechanical properties due to its Chapter 1. Planted fiber and reinforced composites -9 -unregulated structure in the dislocation area, indicated by low degree of crystallinity of cellulose and low contents of hemicellulose or lignin.

In addition, the chemical treatment could affect the mechanical properties of planted fiber. For example, the alkali treatment could remove the hemicellulose and lignin in natural fiber and thus remain more crystalline cellulose bringing about the increase of tensile strength of fiber. The drying method also has influence on the mechanical properties of planted fiber [13].

Hydrophilic properties

Planted fiber presents hydrophilic properties due to its rich hydroxyl groups on fiber surface (Fig. 123). Both cellulose and hemicellulose carry numerous hydroxyl groups, while lignin shows hydrophobic properties. It's generally believed that hemicellulose takes more responsibilities for this hydrophilicity than cellulose [8].

When compared with the amorphous hemicellulose, the regular crystalline structure of cellulose inhibits effectively the water molecule penetration. The absorbed water could occur both on the surface and in the bulk of fiber. And the water absorption trends to reach equilibrium between the environmental humidity and planted fiber determining the quantity of absorbed water. 

Treatment of planted fiber

The hydrophilicity is one great drawback when using planted fiber as reinforcement in polymer composites. It results in poor interfacial strength with most thermoplastics, lower durability and dimensional stability of the reinforced composites.

Many physical and chemical treatments are developed to deal with this drawback.

Physical treatment

Physical treatment of planted fiber could be divided into two aspects: Separation of the fiber bundles into filaments; And modification of the fiber for composites applications [14]. The traditional way to separate the fiber is wetting, involving water wetting, dew wetting and enzyme wetting [15]. Dew wetting is still widely utilized in Europe until now. Other alternative methods, such as steam explosion process [16][17][START_REF] Zhang | Study on division of natural bamboo fibers by steam explosion[END_REF] and thermal mechanical process [START_REF] Law | Fibre development in thermomechanical pulping: Comparison between black spruce and jack pine[END_REF][START_REF] Bledzki | Influence of separation and processing systems on morphology and mechanical properties of hemp and wood fibre reinforced polypropylene composites[END_REF] are also developed to separate the fiber bundles in recent years.

The physical modification of fiber surface includes plasma discharge, dielectric barrier technology, laser treatment, vacuum ultraviolet treatment and γ-ray treatment [START_REF] Kato | Surface Oxidation of Cellulose Fibers by Vacuum Ultraviolet Irradiation[END_REF][START_REF] Rahman | Effect of γ (Gamma)-radiation on the physico-mechanical properties of grafted jute fabric reinforced polypropylene (PP) composites[END_REF][START_REF] Khan | Jute reinforced polymer composite by gamma radiation: Effect of surface treatment with UV radiation[END_REF][START_REF] Wang | Plasma-aided cotton bioscouring: Dielectric barrier discharge versus low-pressure oxygen plasma[END_REF][START_REF] Korkmaz | Results of dielectric barrier discharge (DBD) on wool and cotton[END_REF][START_REF] Borcia | Surface treatment of natural and synthetic textiles using a dielectric barrier discharge[END_REF][START_REF] Botaro | Chemical modification of lignocellulosic materials by irradiation with Nd-YAG pulsed laser[END_REF][START_REF] Bahners | Designing surface properties of textile fibers by UV-laser irradiation[END_REF][START_REF] Rechmann | Surface changes of implants after laser irradiation[END_REF]. Besides these treatments, soxhlet extractions with a solvent of acetone, ethanol, diethyl ether, or hot/cold water are also usually utilized to remove the aliphatic and aromatic impurities on the fiber surface. Among these treatments, plasma discharge (corona and cold plasma treatment) is considered as an effective and widely used physical treatment in planted fiber [START_REF] Kalia | Pretreatments of natural fibers and their application as reinforcing material in polymer composites-a review[END_REF].

Plasma is generated by high voltage to modify the surface of cellulosic fiber for the purpose of increasing the surface energy or polarity, thus increasing the compatibility with polymer matrix. Ragoubi M. et al. [START_REF] Ragoubi | Impact of corona treated hemp fibres onto mechanical properties of polypropylene composites made thereof[END_REF] used corona treated hemp fiber and polypropylene. It has been found that the treatment of compounds (fiber or matrix) leads to an increase of tensile strength. The treatment of hemp fiber rather than polypropylene matrix brings about an enhancement of Young's modulus by 30 %. M. N.

Belgacem et al. [START_REF] Belgacem | Effect of corona modification on the mechanical properties of polypropylene/cellulose composites[END_REF] indicated that the enhanced adhesion is ascribed to the dispersive forces in interface of fiber/PP matrix. Furthermore, plasma treatment could induce novel functional groups or radicals onto fiber surface in order to conduct subsequently grafting reaction. Through decomposition of certain molecules in gas, plasma treatment induces reactive species which could activate or attack on the fiber surface. And they could further react with polymer matrix or coupling agent leading to stronger interfacial strength of fiber/matrix. Sawatari et al. [START_REF] Sawatari | Analysis of the Functional Groups Formed on the Corona-Treated Cellulose Fibre Sheet Surface by Means of Chemical Modification in Liquid Phase-ESCA Technique[END_REF] employed corona treatment and found that via washing the whatman #1 filter paper with ethanol/benzene mixture, the carbonyl groups were presented on the paper surface. Sahin, H. T. et al. [START_REF] Sahin | Surface fluorination of paper in CF4-RF plasma environments[END_REF] used carbon tetrafluoride RF-plasma to treat paper and found the covalently bound of CF x on the paper surface with a content as high as 50 %. It was also indicated that under certain experimental conditions, super-hydrophobic paper could be obtained by combing high surface fluorine atomic concentrations.

The plasma treatment may also improve the interfacial strength by cleaning, ablation or etching fiber surface which can increase its roughness and thus cross linking or branching with polymer matrix [14]. Zhou Z. et al. [START_REF] Zhou | Hydrophobic surface modification of ramie fibers with ethanol pretreatment and atmospheric pressure plasma treatment[END_REF] utilized atmospheric pressure plasma jet treated ramie fiber and found that the increase of surface roughness was due to plasma etching, which is favorable to the mechanical interlock of ramie/PP interface. The interfacial shears strength also increased by 50 % after the plasma treatment due to this roughness and the resulted hydrophobic surface of ramie fiber. However, both corona and plasma treatment are generally used in the treatment of film or fabrics in printing and textile industry. It is difficult to carry out the treatments on "three-dimensional materials" like disorder accumulated short fiber. In addition, these treatments may cause the decomposition of planted fiber. Gassan, J. et al. [START_REF] Gassan | Effects of corona discharge and UV treatment on the properties of jute-fibre expoxy composites[END_REF] observed that the yarn tenacity of jute fiber was decreased when increasing the corona level. Uehara, T. and Sakata I. [START_REF] Uehara | Effect of corona discharge treatment on cellulose prepared from beech wood[END_REF] has found that the chain scission of cellulose during the treatment of beechwood with corona.

Chemical treatment

Chemical treatment is frequently employed to treat planted fiber for the purpose of reducing the hydroxyl group contents and inducing functional groups capable of reactive or compatible with plastic matrix. Various chemical treatments has been reported in literatures, such as alkali treatment, silane treatment, acetylation, benzoylation, peroxide treatment, maleated coupling treatment, sodium chlorite treatment, acrylation or acrylonitrile grafting, isocyanates treatment, stearic acid treatment, permanganate treatment, triazine treatment, fatty acid derivate (oleoyl chloride) treatment and fungal treatment [8,[START_REF] Kalia | Pretreatments of natural fibers and their application as reinforcing material in polymer composites-a review[END_REF][START_REF] Kabir | Chemical treatments on plant-based natural fibre reinforced polymer composites: An overview[END_REF][START_REF] Kaczmar | The chemically treated hemp fibres to reinforce polymers[END_REF][START_REF] Troedec | Influence of various chemical treatments on the composition and structure of hemp fibres[END_REF][START_REF] Belgacem | The surface modification of cellulose fibres for use as reinforcing elements in composite materials[END_REF].

Alkali treatment

Alkali (NaOH) treatment, also called mercerization, is one frequently used chemical treatment of planted fiber. Alkali treatment mainly concerns the removal of hydrogen bond in the planted fiber (Formula 1-1). As a result, the bundle fiber could be broken down to small fiber because of the removal of hemicellulose and lignin. It's expected that the removal of hemicellulose leaves more free space for the rearrangement of microfibrils along the tensile direction leading to high stress of fiber.

With the elimination of rigid lignin, fiber shows better flexibility or plasticity than the untreated fiber. Gassan J. and Bledzki K. [START_REF] Gassan | Alkali treatment of jute fibers: Relationship between structure and mechanical properties[END_REF] used 25 % NaOH to treat jute fiber at 20 ºC for 20 min. They found that the NaOH treated jute yarns gets an increase of tensile strength and modulus by ~120 and 150 %, respectively, owing to the increase of both crystallinity ratio and crystalline orientation.

O H Na O Fiber NaOH OH Fiber 2       
Formula 1-1 Alkali treated planted fiber.

Moreover, mercerization enhances the surface roughness and provides more reactive sites favoring the interlocks and wetting with polymer matrix.

The alkali treatment has an effect on the compositions, structure and mechanical properties of planted fiber. The effectiveness of alkali treatment depends on the treatment condition, such as the alkali concentration, reactive temperature and pressure.

Even though in the same treatment condition, the effect also differs in various type of planted fiber because of its different compositions and structure. In fact, due to the complex structure, normal mercerization doesn't give rise to the complete fibrillation of bundle fiber but partly fibrillation by removal of only partial hemicellulose or lignin (Fig. 1234). It results in lots of defects and damages impairing the mechanical properties of fiber. The composites reinforced with this kind of fiber show low tensile strength compared with untreated fiber. Fig. 1234Typical structure of (i) untreated and (ii) alkalized cellulose fiber [START_REF] Mwaikambo | Chemical modification of hemp, sisal, jute, and kapok fibers by alkalization[END_REF].

Similarly to alkali treatment, it's reported that there are other inorganic solutions used in the treatment of planted fiber like liquid ammonia, sodium chlorite and potassium permanganate.

Liquid ammonia could also cause the rupture of hydrogen bonds in planted fiber, which is considered as an alternative pre-treatment to mercerization. Huang, W. Y. et al. [START_REF] Huang | Structure of ramie treated by liquid ammonia[END_REF] found that liquid ammonia treatment of the scoured/bleached ramie decreased the crystallinity and the cellulose I transformed into cellulose III. The fiber surface becomes smoother than untreated one. Sodium chlorite (NaClO 2 ) is used in treatment of fiber [START_REF] Pejic | The effects of hemicelluloses and lignin removal on water uptake behavior of hemp fibers[END_REF]. After the acidified and oxidation of NaClO 2 , the obtained chlorine dioxide (ClO 2 ) reacts with lignin constituents and thus remove the lignin. Sodium chlorite reacts with hydroxyl groups of hemicellulose leading to the treated fiber more flexible and with less stiffness than untreated fiber [START_REF] Muensri | Effect of lignin removal on the properties of coconut coir fiber/wheat gluten biocomposite[END_REF].

Potassium permanganate (KaMnO 4 ) is used to treat planted fiber [START_REF] Khan | Role of pretreatment with potassium permanganate and urea on mechanical and degradable properties of photocured coir (cocos nucifera) fiber with 1,6-hexanediol diacrylate[END_REF]. The formed high reactive permanganate (Mn 3+ ) could react with hydroxyl groups in cellulose and form cellulose-manganate (IV). This treatment is also beneficial in improving the chemical interlocking in composites interface and reducing the hydrophilicity of fiber.

Chapter 1. Planted fiber and reinforced composites -14 -

Silanization

Silane or organosilane is recognized as an effective and widely used coupling agent in glass fiber reinforced composites. In the reinforced composites, silane plays a role as a chemical bridge between fiber and matrix to improve the interfacial adhesion of composites. Moreover, for planted fiber reinforced composites, silane treatment also decreases the hydrophilic properties of natural fiber by consuming hydroxyl groups and increases hydrophobic properties by its bearing functional groups.

As shown in formula 1-2, the interaction of silane with planted fiber could be divided into four steps [START_REF] Xie | Silane coupling agents used for natural fiber/polymer composites: A review[END_REF]: a) hydrolysis, the silane are hydrolyzed in water or acid/base solution, liberating alcohol and yielding reactive silanol groups; b) self-condensation, the self-condensation of silanol groups occurs during the hydrolytic process. This process should be avoided to leave free silanol groups easily absorbed onto the planted fiber surface; c) adsorption, the reactive silanol monomer or oligomers adsorb onto the fiber surface forming hydrogen bond with hydroxyl groups in fiber; d) chemical grafting, the hydrogen bonds between silanol or oligomers and hydroxyl groups of fiber convert into the covalent bond -O-Si-C-and liberating water. Formula 1-2 Interaction of silane with natural fibers by hydrolysis process [START_REF] Xie | Silane coupling agents used for natural fiber/polymer composites: A review[END_REF].

The most used silane agents in the treatment of planted fiber are trialkoxysilanes.

The typical functional groups in the other side of silane are amino, mercapto, glycidoxy, vinyl, or methacryloxy groups [START_REF] Xie | Silane coupling agents used for natural fiber/polymer composites: A review[END_REF]. The combining force or compatibility of silane with polymer matrix depends on the functional groups of silane and the target polymer.

The non-reactive organofunctionality of silane, like alkyl group, may connect with polymer chains by relative weak combination of hydrogen bond; but reactive organofunctionality may form high combination of covalent bond with polymer matrix.

Regardless of the silane type, the efficiency of silane treatment is affected by the treatment condition, such as concentration of silane solution, hydrolytic pH, reaction time, heating condition, and the surface properties of planted fiber. Moreover, the efficiency of silane treatment is high for alkali treated fiber than untreated fiber because of the former one regenerated more reactive sites and removal "impurities", remaining more cellulose [START_REF] Kalia | Pretreatments of natural fibers and their application as reinforcing material in polymer composites-a review[END_REF].

Acetylation

Acetylation is a well-know and effective esterification method (Formula 1-3) in treatment of planted fiber [START_REF] Bledzki | The effects of acetylation on properties of flax fibre and its polypropylene composites[END_REF]. Acetylation is to introduce acetyl functional groups onto the fiber surface in order to change the fiber surface to hydrophobic. Acetylation reaction generally proceeds in an organic solvent at elevated temperature. It's believed that the hydroxyls groups, reacted with acetic or propionic anhydride, are those of hemicellulose and lignin, not cellulose [START_REF] Tserki | A study of the effect of acetylation and propionylation surface treatments on natural fibres[END_REF].

Formula 1-3 Esterification reaction of cellulose fiber [START_REF] Bledzki | Composites reinforced with cellulose based fibres[END_REF].

Acetylation could improve the interfacial strength of the reinforced composites.

After acetylation process, the fiber surface shows hydrophobic by introducing acetyl groups. It's beneficial in improving the wettability and compatibility with non-polar polymer matrix [START_REF] Kabir | Chemical treatments on plant-based natural fibre reinforced polymer composites: An overview[END_REF][START_REF] Khalil | Effect of acetylation on interfacial shear strength between plant fibres and various matrices[END_REF].

Besides this, acetylation affects the components, moisture of fiber, degree of polymerization and crystallinity. Bledzki A. K. et al. [START_REF] Bledzki | The effects of acetylation on properties of flax fibre and its polypropylene composites[END_REF] investigated the effects of acetylation on the flax fiber. They found that the cellulose content increased due to the extraction of lignin and then slightly decreased because of the degradation of cellulose.

The degree of polymerization of cellulose slowly decreased with increasing the degree of acetylation until 18 %. And above this acetyl content, the degree of polymerization sharply decreased. Similarly, the degree of crystallinity also increased slightly at low acetyl content, and then decreased with respect of acetylation. It's also observed the thermal stability of fiber improved with increasing acetylation. Tserki V. et al. [START_REF] Tserki | A study of the effect of acetylation and propionylation surface treatments on natural fibres[END_REF] compared the effect of acetylation and pripionylation on the flax, hemp and wood fiber. It was indicated that wood fiber obtained the highest extent of esterification reaction due to its higher lignin/hemicellulose content. Both these two treatments induced ester bonds onto the fiber surface and affected the fiber surface morphology by the removal of non-crystalline constituents.

Acrylation

Acrylic acid is used in treatment of planted fiber to improve the adhesion of fiber and polymer matrix like polypropylene [START_REF] Singha | Kinetics of graft copolymerization of acrylic acid onto cannabis indica fibre[END_REF][START_REF] Xiao | Studies on graft copolymerization of acrylic acid onto ramie fibers with chromic acid initiation system[END_REF]. The carbonyl acid in acrylic acid could react with cellulosic hydroxyl groups forming ester linkage (Formula 1-4). To conduct acrylation, pre-treatment of planted fiber with alkali is generally necessary in order to remove the lignin, hemicellulose and other impurities. 

     
Formula 1-5 Chemical reaction of stearic acid with cellulosic fiber [START_REF] Kabir | Chemical treatments on plant-based natural fibre reinforced polymer composites: An overview[END_REF].

Benzoylation

In the benzoylation of planted fiber, benzoyl chloride is widely used to treat planted fiber. The grafted benzoyl groups on fiber surface are responsible for improving the hydrophobic properties of fiber. This treatment is also beneficial in improving the thermal stability of fiber. Before benzoylation treatment, it's generally pre-treated planted fiber with alkali to remove the waxes or lignin covering on fiber surface and expose more reactive hydroxyl groups to the following benzoylation reaction [START_REF] Kalia | Effect of benzoylation and graft copolymerization on morphology, thermal stability, and crystallinity of sisal fibers[END_REF][START_REF] Thiruchitrambalam | Influence of pre-treatments on the mechanical properties of palmyra palm leaf stalk fiber-polyester composites[END_REF][START_REF] Ghasemi | Interfacial behaviour of wood plastic composite: Effect of chemical treatment on wood fibres[END_REF].

Benzoyl peroxide is also reported in the treatment of planted fiber since organic peroxide is easily to decompose to free radical, which could react with hydroxyl groups in fiber [START_REF] Manaila | Effects of benzoyl peroxide on some properties of composites based on hemp and natural rubber[END_REF][START_REF] Lopattananon | Performance of pineapple leaf fiber-natural rubber composites: The effect of fiber surface treatments[END_REF][START_REF] Wang | Pre-treatment of flax fibers for use in rotationally molded biocomposites[END_REF].

Maleated coupling treatment

Maleic anhydride is one common coupling agent used in improving the interfacial strength of planted fiber and polymer matrix [START_REF] Mishra | Compatibilizing effect of maleic anhydride on swelling and mechanical properties of plant-fiber-reinforced novolac composites[END_REF][START_REF] Manchado | Enhancement of Mechanical Properties and Interfacial Adhesion of PP/EPDM/Flax Fiber Composites Using Maleic Anhydride as a Compatibilizer[END_REF][START_REF] Naik | Esterification effect of maleic anhydride on swelling properties of natural fiber/high density polyethylene composites[END_REF]. Maleic anhydride reacts with hydroxyl groups in fiber with the formation of long chain brush on fiber surface, and provides covalent bonds with polymer matrix. Additionally, the polymer matrix grafted with maleic anhydride is also widely used to improve the interfacial strength, such as maleic anhydride grafted polypropylene or polyethylene. This process is easily conducted in the extrusion procedure without the pre-treatment of the reinforcing fiber [START_REF] Fuqua | Characterization of polypropylene/corn fiber composites with maleic anhydride grafted polypropylene[END_REF][START_REF] Sombatsompop | Influence of type and concentration of maleic anhydride grafted polypropylene and impact modifiers on mechanical properties of PP/wood sawdust composites[END_REF][START_REF] Park | Interfacial evaluation of modified Jute and Hemp fibers/polypropylene (PP)-maleic anhydride polypropylene copolymers (PP-MAPP) composites using micromechanical technique and nondestructive acoustic emission[END_REF].

Triazine treatment

Triazine is used in modification of planted fiber. As one of the triazine derivatives, the reactive chloride in cyanuric chloride, with formula of (NCCl) 3 , reacts with hydroxyl groups of fiber by esterification and forms covalent bonds with matrix. Owing to this, triazine treatment reduces moisture of fiber and the reinforced composites. In addition, the cross-link by covalent bonds between fiber and matrix inhibits the fiber swelling [START_REF] Kabir | Chemical treatments on plant-based natural fibre reinforced polymer composites: An overview[END_REF][START_REF] Pothan | Influence of chemical treatments on the electrokinetic properties of cellulose fibres[END_REF].

Fungal treatment

In recent years, fungal treatment has been well developed and considered as a promising treatment due to its environmental friendly benefits and efficiency. Fiber components like waxes, hemicellulose or lignin can be selectively removed by choosing suitable enzyme. Gulati D. and Sain M. [START_REF] Gulati | Fungal-modification of natural fibers: A novel method of treating natural fibers for composite reinforcement[END_REF] used a fungus ophiostoma ulmi to treat hemp fiber. Pickering K. L. et al. [START_REF] Pickerinq | Fungal and alkali interfacial modification of hemp fibre reinforced composites[END_REF] found that by combining alkali and fungal treatment of hemp fiber, the reinforced composites possessed of a tensile strength of 48.3 MPa, an increase of 32 % when compared with the one reinforced with untreated fiber. Kalia S. et al. [START_REF] Kalia | Modification of ramie fibers using microwaveassisted grafting and cellulase enzyme-assisted biopolishing: A comparative study of morphology, thermal stability, and crystallinity[END_REF] carried out a microwave-assisted grafting of methyl methacrylate onto ramie fiber and enzyme-assisted biopolishing of ramie fiber by bacteria Streptomyces albaduncus. Recently, they used microwave-assisted grafting of binary and vinyl monomers onto ramie fiber and the fiber pre-treated by another bacteria Brevibacillus parabrevis [START_REF] Kalia | Surface modification of ramie fibers using microwave assisted graft copolymerization followed by brevibacillus parabrevis pretreatment[END_REF].

Other treatments

Apart from these treatments aimed at improving the hydrophobic properties of planted fiber, there are also other chemical treatments reported in literatures to obtain additional functions of cellulose based composites. For example, impregnation cellulose fiber in FeCl 3 solution or incorporating carbon nanotubes into cellulose to elaborate conductive cellulosic composites [START_REF] Montazer | Electrical conductivity of single walled and multiwalled carbon nanotube containing wool fibers[END_REF][START_REF] Xue | Electrically conductive yarns based on PVA/carbon nanotubes[END_REF][START_REF] Johnston | Conducting polymer composites with cellulose and protein fibres[END_REF]; and incorporating barium ferrite into a regenerated fiber to fabricate magnetic activities composites [START_REF] Rubacha | Magnetically active composite cellulose fibers[END_REF].

Chapter 1. Planted fiber and reinforced composites -20 -Jonoobi M. et al. [START_REF] Jonoobi | Physicochemical characterization of pulp and nanofibers from kenaf stem[END_REF][START_REF] Jonoobi | Chemical composition, crystallinity, and thermal degradation of bleached and unbleached kenaf bast (Hibiscus cannabinus) pulp and nanofibers[END_REF] fabricated nanofibers from kenaf stem by pulping, bleaching and mechanical grinding. Via the removal of lignin and most of hemicellulose, the obtained nanofibers have diameters within range of 15-25 nm.

Han G. et al. [START_REF] Han | Characterization of hemp fiber using microwave-assisted extraction(MAE) pretreatment[END_REF] employed microwave-assisted extraction (MAE) to pre-treated hemp fiber. It has been found that MAE is more efficient and environmental in the removal of non-cellulose compounds from hemp bundles when comparing with traditional acid pre-treatment.

There are also many literatures reports using ionic liquid in the treatment of planted fiber [START_REF] Hermanutz | Cellulosic fibres with new properties based on ionic liquid technology[END_REF][START_REF] Meng | Dissolution of natural polymers in ionic liquids: A review[END_REF][START_REF] Haverhals | Natural fiber welding: Ionic liquid facilitated biopolymer mobilization and reorganization[END_REF][START_REF] Rahatekar | Processing of natural fibers nanocomposites using ionic liquids[END_REF].

Reinforced composites

With the increasing demand of environmental friendly materials, planted fiber is considered as an alternative candidate to replace synthetic fiber, like glass fiber.

Planted fiber has many advantages in reinforcing composites, such as low density, low price, high toughness and biodegradable. The planted fibers are mainly used as reinforcing fiber to improve the mechanical properties of composites. It's reported that planted fiber can be used as reinforcement of petrochemical plastics, bioplastics, cellulosic composites (self-reinforcement) and cements. Planted fibers are also combined with other fibers as glass fiber or carbon fiber to reinforce one or multiple matrix. These reinforced composites have wide applications in automotive interiors, households, buildings, aircraft and packaging [START_REF] Haris | Preliminary review of biocomposites materials for aircraft radome application[END_REF].

Petrochemical plastics

Planted fibers are used in reinforcing petrochemical plastics including thermoplastic, such as polyethylene (PE), high density polyethylene (HDPE) polypropylene (PP), polystyrene (PS), polyvinyl chloride (PVC); and thermosets like polyester, epoxy and phenolic. Most planted fiber degrades at a temperature of 220 ºC and hence the reported polymer matrixes are concentrated in thermosets plastics and thermoplastics with a low processing temperature. PE and PP are two common petrochemical plastics reinforced by planted fiber because of their broad utilization and recyclability.

Bioplastics

Concerning environment, climate change and the limitation reserve of fossil fuel, bioplastics attract more and more attentions in recent decades. Bioplastics are obtained from renewable resources and biodegradable, which are mainly used in short-life application like packaging. The generally used bioplastics are polylactide acid (PLA), polyhydroxybutyrate (PHB) and starch. Using planted fiber to reinforce bioplastics not only improves its mechanical properties but also obtains the completely degradable composites, compared with the partly degradable composites of planted fiber reinforced petrochemical plastics.

All-cellulose composites

All-cellulose composites are considered as one kind of monocomponent composites that both the matrix and reinforcing fibers are based on cellulosic materials.

Because they have the same chemical compositions and surface morphology, it's expected to form a perfect interfacial adhesion between the matrix and the reinforcing phase. All-cellulose composites are prepared by dissolving cellulosic fiber or its surface following the regeneration of matrix around the cellulosic fiber [START_REF] Huber | A critical review of all-cellulose composites[END_REF]. The mechanical properties of all-cellulose composites depend on the cellulosic fiber type, dissolution and regeneration condition. Soykeabkaew N. et al. [START_REF] Soykeabkaew | All-cellulose nanocomposites by surface selective dissolution of bacterial cellulose[END_REF] prepared all-cellulose nanocomposites by surface selective dissolution of bacterial cellulose. The obtained nanocomposites have an average Young's modulus of 18 GPa and tensile strength of 411 MPa.

Hybrid composites

Planted fiber reinforced hybrid composites generally consist of more than one reinforcing filler or matrix. The reinforcing fillers could be planted fiber/planted fiber, planted fiber/synthetic fiber and planted fiber/nano-fillers. Likewise, the reinforced matrix could also be two or more polymers. Glass fibers and carbon fibers are two widely used synthetic fibers combining with planted fiber as reinforcement in hybrid composites. Nano-fillers, such as, nanoclay [START_REF] Haq | Hybrid bio-based composites from blends of unsaturated polyester and soybean oil reinforced with nanoclay and natural fibers[END_REF][START_REF] Kumar | Improved mechanical and thermal properties of bamboo-epoxy nanocomposites[END_REF][START_REF] Rajini | Mechanical and free vibration properties of montmorillonite clay dispersed with naturally woven coconut sheath composite[END_REF][START_REF] Kaiser | Improvement in thermomechanical properties of injection molded nano-modified hybrid biocomposite[END_REF], layered silicate [START_REF] Burgueño | Hybrid bio-based composites from nano-reinforced bio-petro polymer blends and natural fibers[END_REF][START_REF] Silva | Hybrid polymeric composites reinforced with sisal fibres and silica microparticles[END_REF], multiwalls nanotubes [START_REF] Hapuarachchi | Multiwalled carbon nanotubes and sepiolite nanoclays as flame retardants for polylactide and its natural fibre reinforced composites[END_REF][START_REF] Chen | Creep and dynamic mechanical behavior of natural fiber/functionalized carbon nanotubes modified epoxy composites[END_REF] are reported to combine with planted fiber to improve the mechanical properties of the reinforced hybrid composites.

Other applications of planted fiber

Sound absorption

Besides the good mechanical properties, natural fiber also has other advantages like sound absorption capacities. Coir fiber is utilized as acoustic materials to act as an effective and wideband absorber in noise control engineering [START_REF] Ayub | A practical acoustical absorption analysis of coir fiber based on rigid frame modeling[END_REF]. Nor Mohd Jailani Mohd et al. [START_REF] Nor | A preliminary study of sound absorption using multi-layer coconut coir fibers[END_REF] used coir fiber to fabricate a multilayer of sound absorption materials.

They found that the multilayer coconut coir fiber contributed to increase the sound absorption coefficients. Zulkifh, R et al. [START_REF] Zulkifh | Acoustic properties of multi-layer coir fibres sound absorption panel[END_REF] found that the sound absorption coefficient of multilayer coir fiber is comparable to the commercially used rock wool and synthetic fibers.

Fire resistance

The fire resistance of planted fiber is also investigated due to the requirements of industrial, for example, the automobile and building materials require high flame resistance. The flame resistance of natural fiber is related to the contents of the chemical compositions. Generally, with higher cellulose content, the natural fiber shows more flammable [START_REF] Manfredi | Thermal Properties and Fire Resistance of Jute-Reinforced Composites[END_REF]. But a relatively higher content of lignin seems to favor the thermal stability of fiber. The decomposition temperature of lignin and hemicellulose is much lower than that of cellulose. With the temperature rising, the decomposition of hemicellulose or lignin, especially lignin, may form a char layer, which could resist the flame of fiber by inhibiting oxygen transmission [START_REF] Manfredi | Thermal degradation and fire resistance of unsaturated polyester, modified acrylic resins and their composites with natural fibres[END_REF]. The increase of fiber volume fraction could increase the thermal resistance and delay the ignition time [106].
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Dielectric properties

Zawawi, N. A. et al [START_REF] Zawawi | Investigation on the microwave properties of kenaf and rice-husk fiber reinforced pla composite utilizing one-port coaxial transmission line reflection method[END_REF] reports their investigation in dielectric properties of two poly lactic acid (PLA) composites reinforced respectively by kenaf and rice husk. It's prospective to recognize their potential application in electronic communication industries to replace the common printed circuit board.

Durability of the reinforced polymer composites

Planted fiber reinforced polymer composites are more susceptible to outdoor environment compared with composites reinforced by synthetic fiber. The degradation occurs both in planted fiber and polymer matrix, as well as in the interface of fiber/matrix. It results in the decline of mechanical properties and color changes of composites. Moreover, the fiber swelling weakens the dimensional stability of composites. Therefore, the reinforced composites are greatly limited in their outdoor applications like exposing to atmosphere or contacting with aqueous media, such as windows frames, decking and construction materials [108,[START_REF] Ku | A review on the tensile properties of natural fiber reinforced polymer composites[END_REF].

The degradation of planted fiber reinforced composites could be influenced by numerous factors, such as, environmental humidity, temperature, ultraviolet radiation etc… In addition, the compositions and structure of fiber and matrix also affects the degradation rate.

Humidity ageing

Humidity ageing of planted fiber reinforced polymer composite is associated with water absorption of planted fiber. This water absorption is driven by hydroxyl groups in planted fiber. Normally, with higher hemicellulose content, it possesses higher water absorption. The voids or defects in the reinforced composites, especially in interfacial region, also facilitate the water absorption owing to the capillary effects. It's observed that the water absorption follows Fick's law where the water goes from high concentration region to low concentration region in the light of a concentration gradient [START_REF] Nosbi | Effect of water absorption on the mechanical properties of pultruded Kenaf fibre reinforced polyester composites[END_REF]. At room temperature, the water absorption increase linearly at the beginning and then slowly reaches a saturation plateau in certain time.

Along with water absorption, the degradation process occurs in the interface of fiber/matrix and fiber itself. The absorbed water dissolves the water-soluble polysaccharide on the fiber surface causing the debonding of fiber from polymer matrix and the fungi in the water could degrade the cellulosic fiber. In addition, the fiber swells in its radial direction, which develops osmotic pressure on matrix causing the formation of cracks in polymer matrix and generates shear force in interface contributing to the cleavage of fiber/matrix interface. The fiber swelling also causes the composites expansion. Humidity ageing results in the decreased mechanical properties of reinforced composites and the impaired dimensional stability. However, in the initial periods of humidity ageing, the fiber swelling increases the interface pressure with a result of the improved mechanical properties of composites.

Several factors affect the water absorption of planted fiber reinforced composites, such as, temperature, environmental humidity, interfacial adhesion, fiber or matrix type, fiber volume fraction, etc… High temperature and environmental humidity facilitate the water diffusion process. Good interfacial adhesion cuts down water absorption rate and amount. Commonly, with high hemicellulose content, the hydrophilicity of fiber increases, which promotes the water absorption. The chemical component of polymer matrix is pivotal to its hydrophobic or hydrophilic properties. With the increase of fiber volume fraction in composites and the immersion time, the water absorption increases [108]. The absorbed water has great impact on the humidity ageing, for example, ocean water has more influence than fresh water on lowering mechanical properties of the reinforced composites [START_REF] Pflug | Preparation of heat stabilized and strengthened cellulose fibers by hot pressing, lamination, and injection molding, useful for polyolefin matrix composites[END_REF].

To overcome the humidity ageing of planted fiber reinforced composites, the common method is to decrease the hydrophilicity of planted fiber and improve the interfacial adhesion strength of fiber/matrix by fiber treatment and/or modification [8,[START_REF] Kaczmar | The chemically treated hemp fibres to reinforce polymers[END_REF]112,[START_REF] Fang | Effect of fiber treatment on the water absorption and mechanical properties of hemp fiber/polyethylene composites[END_REF], such as using alkali to remove the hydroxyl groups to decrease the moisture of natural fiber itself [114,[START_REF] Sangappa | Effect of Alkali Treatment on the Physical and Surface Properties of Indian hemp Fibers[END_REF], using silane agents to improve bonding strength with matrix [START_REF] Xie | Silane coupling agents used for natural fiber/polymer composites: A review[END_REF], etc.. 

Ultraviolet ageing

Besides the humidity ageing, ultraviolet (UV) radiation also has a great influence on the ageing of planted fiber reinforced composites. Ultraviolet radiation causes surface whitening, cracking and deterioration of mechanical properties. Both planted fiber and polymer matrix degrade under ultraviolet radiation.

In cellulosic fibers, only lignin is responsible for the UV absorption because of those two containing chromophoric groups A and B (as shown in Fig. 12345). For this reason, lignin absorbs 85-90 % of the light. The mechanism of photodegradation of lignin is complex. It's generally believed that the degradation of lignin leads to the formation of different phenoxy radicals resulting in chain cleavage and yellowing of wood fiber [START_REF] George | Photodegradation and photostabilisation of wood -the state of the art[END_REF]. The UV radiation leads to polymer matrix degradation of chain cession, cracking and crystallization. The UV radiation boosts the crystalline degree of polymer by the rearrangement of freed segments from amorphous regions into crystalline phase [START_REF] Joseph | Environmental effects on the degradation behaviour of sisal fibre reinforced polypropylene composites[END_REF], which is mainly responsible for the cracking of polymer degradation. Since the degradation of polymer is photooxidation reaction, the oxygen is exhausted in the surface layer before diffusing into the interior of polymer. Hence the degradation occurs around the surface regions at the beginning. The formed cracks in the surface promote oxygen penetrating into interior inducing the further degradation. The chromophoric groups, introduced in polymer manufacturing, processing and storage, are also favorable to the light absorption and degradation of polymer matrix.

The photodegradation of planted fiber reinforced polymer composites is not just the simple combination of photodegradation of planted fiber and polymer matrix but more complex. The chromophoric groups produced from lignin of planted fiber could accelerate the degradation of polymers around the fiber. However, the presence of polymer matrix inhibits the oxygen diffusion retarding the photodegradation of planted fiber. Thus, the planted fiber reinforced polymer composites displays faster ageing in the surface layer but lower in interior than the pure polymers. Moreover, the addition of fiber prevents the cracking development of polymer matrix and promotes the interfacial crystallizations of composites [START_REF] Zhou | Interfacial crystallization enhanced interfacial interaction of Poly (butylene succinate)/ramie fiber biocomposites using dopamine as a modifier[END_REF]. The photodegradation could be affected by several factors including fiber volume fraction, dispersion, processing method, coupling agent, ageing condition (radiation intensity and moisture), and so on.

Many approaches have been developed to improve UV resistance of planted fiber reinforced polymer composites. Adding antioxidant is one common used method to improve the UV resistance of pure polymer. Antioxidants perform as a consumption agent of oxygen to form stable peroxide in order to protect the polymers.

Photostabilizers like UV light absorber (UVA) and HALS (hindered amine light stabilizers) are employed to improve the UV resistance. UVA could absorb some UV radiation and act as shield [START_REF] Jiang | Development of poly(vinyl chloride)/wood composites. A literature review[END_REF][START_REF] Matuana | Photoaging and stabilization of rigid PVC/wood-fiber composites[END_REF][START_REF] Anisimov | Spatial distribution, light resistance and light stabilization of dyestuff molecules in polymeric matrices[END_REF]. HALS could capture radicals intermediate produced in photodegradation process [122].

Pigments are added as photo-blocker to block the penetration of UV radiation.

Surface coating or dyeing are applied to protect the planted fiber, polymer, or the reinforced composites [START_REF] Nerurkar | Dyeing of natural fibres with a red pigment produced by Streptomyces coelicolor[END_REF][START_REF] Dai | Research on modification of wool fiber and its dyeing property dyed with pomegranate husk pigment[END_REF][START_REF] El-Gaoudy | The effect of thermal aging and color pigments on the Egyptian linen properties evaluated by physicochemical methods[END_REF][START_REF] Zhang | Research on dyeing effect of wool fiber with natural pigment in supercritical carbon dioxide[END_REF].

Coextrusion provides a protection layer on the surface of fiber reinforced composites. By coextrusion, Matuana L. M. et al. [START_REF] Matuana | Ultraviolet weathering of HDPE/wood-flour composites coextruded with a clear HDPE cap layer[END_REF] prepared a clear HDPE cap layer onto HDPE/wood-flour composites. It was found that the clear hydrophobic HDPE cap layer significantly decreased the discoloration and the interfacial degradation during the weathering process.

Conclusions

With the increasing attentions on environment and sustainable development, industries prefer biodegradable materials to traditional petrochemical materials. In the domain of fiber reinforced composites, natural planted fiber attracts more attentions as an alternative in replacing the glass fiber, due to its good mechanical properties and environmental benefits.

However, it's required to overcome some drawbacks in using natural planted fiber as reinforcing fiber. For example, the fiber structure, components and properties are variable in the position of stem, cultivation regions and years. And they can also be affected by the retting process, fiber separation and treatment protocol. The natural hydrophilicity leads to the planted fiber reinforced composites generally have weak interfacial strength and poor dimensional stability. The agglomeration of short planted fiber makes more difficulties of well dispersion in composites by extrusion process.

And its relatively low thermostability restricts the processing temperature of polymers matrix under 230 ºC.

Using physical/chemical treatment of natural planted fiber is one effective method to decrease the hydrophilicity and improve the interfacial adhesion with the plastic matrix. The physical treatments increase the surface energy to incorporate with polymer matrix. Chemical treatments remove hemicellulose to improve the moisture resistance and grafting functional groups onto cellulosic fiber to enhance the interfacial strength of fiber/matrix. Fungi treatment is a promising treatment for its environmental friendly benefits and efficiency. Hybrid composites are developed to improve the mechanical properties of composites. All-cellulose composites (both reinforcing fiber and matrix are cellulose) are fabricated to obtain a completely biodegradable and interfacial compatible composites.

The durability of planted reinforced composites is mainly influenced by humidity and ultraviolet. The humidity ageing is associated with water absorption driven by the hydrophilicity of planted fiber and capillary effects of fiber/matrix interface. The absorbed water brings about the degradation of both the fiber and the interface declining the mechanical properties of composites. The water absorption process follows Fick's law. The influence of humidity on composites could be improved by decreasing the hydrophilicity of planted fiber and strengthening the interfacial adhesion.

Chapter 1. Planted fiber and reinforced composites -29 -UV radiation degrades both the planted fiber and the polymer matrix. Moreover, the chromophoric groups degraded from lignin and introduced from polymer manufacturing or processing can accelerate the photooxidation of polymer matrix. The UV degradation of composites is a photooxidation process. Hence, the degradation initially occurs in the surface layer and then expands into interior of composites because of the exhaust of oxygen in the surface. As results of UV ageing, the composites display color changes, surface cracking and mechanical properties deterioration. By adding antioxidant or photostabilizer into polymer matrix, surface coloring or coating of fiber or composites, the UV resistance of planted fiber reinforced composites could be improved.

To improve the hydrophilic resistance of natural planted fiber, alkali treatment is one of the most popular methods as it could effectively reduce the hydroxyl groups' content in the amorphous matrix of fiber [START_REF] Kaczmar | The chemically treated hemp fibres to reinforce polymers[END_REF][START_REF] Sangappa | Effect of Alkali Treatment on the Physical and Surface Properties of Indian hemp Fibers[END_REF][START_REF] Lu | Effect of Alkali and Silane Treatment on the Thermal Stability of Hemp Fibers as Reinforcement in Composite Structures[END_REF][START_REF] Sangappa | Physical, chemical, and surface properties of alkali-treated Indian hemp fibers[END_REF][130][START_REF] Liu | Influence of alkali treatment on the structure and properties of hemp fibers[END_REF]. In fact, alkali treatment doesn't lead to complete fibrillation of bundle fiber but only removes partial hemicellulose or lignin. Because of this, alkali treatment results in lots of defects and damages in the treated fiber and hence decreases the mechanical properties of both the fiber and the reinforced composites. In addition, employing alkali (one chemical agent), is in conflicts with environment friendly concept, which is the original intention of using planted fiber instead of artificial fiber. Thus, it's necessary to develop a new economic and green method in fiber treatment.

Silane agents are widely used in glass fiber treatment for its low price, simple modification process and variable structure that have good compatibility with different polymer matrix.

In this chapter, we firstly used water washing as a green method to treat hemp fiber and compared with alkali treatment. In order to obtain optimal interfacial strength and study the effects of different functional groups in silane, three silane agents are selected to modify the hemp fiber in this thesis following the alkali treatment. The employed three silane agents are 3-(Trimethoxysilyl)propyl methacrylate (MPS), N- propyl]aniline (PAPS) and (3-Aminopropyl)-triethoxysilane (APS) (Fig. 2-1). The effects of the fiber treatment (water/alkali) and the fiber modification (MPS, PAPS and APS) on the fiber structure and the reinforced polypropylene composites are evaluated by various technologies, such as scanning electron microscopy (SEM), Fourier transform infrared spectroscopy (FTIR), moisture analysis, differential scanning calorimetry (DSC), X-ray diffraction (XRD) and tensile tests. 

Fiber treatment

Materials

Hemp fibers were kindly supplied by Fiber Research Development FRD ® . The fiber arrived in a form of bundles and was cut into short fiber of 2.5 mm. Tap-water was employed directly to wash hemp fiber. Alkali (analysis pure),

3-(Trimethoxysilyl)propyl methacrylate (MPS), N-[3-(Trimethoxysilyl)propyl]aniline

(PAPS) and (3-Aminopropyl)-triethoxysilane (APS) were obtained from Sigma-Aldrich.

Fiber treatment

To obtain the alkali treated fiber, untreated fiber was washed with water firstly, followed by being immersed in 5 wt. % alkali solution at room temperature for 1 hour.

Then, in order to remove the residual sodium hydroxide, the fiber was washed with tap water until the pH reached 7.

The water treated fiber was obtained by washing the untreated fiber with tap water for 3 times, 10 minutes each time. The ratio of fiber/water was 1: 50 (by weight).

Finally, the alkali treated fiber and water treated fiber were dried in an oven at 60 °C for 48 hours.

The alkali treated hemp fiber was then modified by the silane agent of MPS, PAPS and APS (75 mmol/L), respectively. The silane agents were all prehydrolyzed for 2 hours initially. The pre-hydrolyzation pH of both MPS and PAPS is 4, but that of APS is 10. The fiber was then immersed in the hydrolyzed solution of silane for 2 hours. The Chapter 2. Hemp fiber treatments and the reinforced composites -35-ratio of fiber/solution was 1: 50 by weight. The fiber was then dried in an oven at 110 °C for 12 hours, followed by washing with tap water to remove the residual silane agents until pH achieved 7. Finally, the silane modified hemp fiber was dried in an oven at 60 °C for 48 hours. The modified fiber is named as F-TMPS, F-TPAPS and F-TAPS, respectively. The fiber treatment procedure is also presented in figure 2-2.

Fig. 2-2 Schematic of treatment process of hemp fiber and the related sample name.

Characterization methods of hemp fiber

Scanning electron microscopy (SEM)

SEM was employed to observe the fiber surface. To obtain the fiber surface images, hemp fiber was pasted onto a paper firstly, followed by placement onto a metal holder with carbon tape (Fig. 23). All samples were coated with carbon by a SEM coater CC7650. The images were captured using a Hitachi S3500N under low magnification.
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Fourier transform infrared spectroscopy (FTIR)

FTIR measurements were performed at 400-4000 cm -1 in PerkinElmer Spectrum

Two with the Universal Attenuated Total Reflectance Accessory (UATR).

Moisture content

Sartorius MA150 Moisture Analyzer (Fig. 234) was employed to analysis the moisture content of fiber. This moisture analyzer use thermogravimetry method which determines the mass loss of fiber from room temperature to 105 °C. The moisture of the fiber was calculated as:

Moisture of fiber (%) = [(M0-M1)/M0] × 100%
where M0 is the fiber weight before heating, M1 is the fiber weight after the fiber being heated to 105 °C until no weight losing.
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Differential scanning calorimetry (DSC)

DSC measurements were performed by using a thermal analyzer DSC 131 EVO.

In this analysis, approximate 20 mg of fiber sample were heated up at a rate of 10 ºC min -1 from 20 to 600 ºC in air.

X-ray diffraction (XRD)

X-ray diffraction (XRD) measurements were conducted with a Seifert PTS-3000 X-ray diffractometer employing Cu-Kα (0.1540598 nm) radiation and Ni filter, equipped with a Position Sensitive Detector. The XRD patterns were collected from 15 ° to 60 ° (2θ angle) with a step size of 0.05 °.

Effects of water/alkali treatment on fiber

Fiber morphology analysis

Figure 2-5 presents the surface morphology of untreated, alkali treated and water treated hemp fiber, respectively. In figure 2-5a, the surface of untreated fiber is covered with a layer of roughness substance. Lots of small branches have also been found on sides of fiber. After alkali treatment (Fig. 2-5b), fiber surface is cleaner than that of untreated fiber. But the elementary fiber was partly separated at the same time. The surface of water treated fiber (Fig. 2-5c) is cleaner and smoother than untreated fiber.
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According to the cellulose fiber structure [START_REF] Kabir | Chemical treatments on plant-based natural fibre reinforced polymer composites: An overview[END_REF][START_REF] Mwaikambo | Mechanical properties of alkali treated plant fibres and their potential as reinforcement materials. I. hemp fibres[END_REF], it is supposed that the treatment of alkali solution removed partial lignin and hemicellulose (amorphous regions of cellulose microfibrils), which are connected with cellulose (crystalline regions of cellulose microfibrils) to form an elementary fiber. Water washing processes could selectively remove water-soluble polysaccharide covering on fiber surface and preserve the integral structure of hemp fiber. (c) fiber treated with water.

Moisture of hemp fiber

The cellulose microfibrils are covered by hemicellulose and lignin which contain lots of hydroxyl groups. Exposure of this layer to air will lead to stronger hydrophilic properties of hemp fiber [8]. Table 2-1 shows the moisture of untreated fiber, alkali treated and water treated fiber.

Tab. 2-1 Moisture of hemp fiber treated by alkali and water.

Fiber Untreated fiber Fiber treated with alkali Fiber treated with water Moisture (wt. %) 6.95 (±0.18) 5.84 (±0.07) 7.25 (±0.15)

After the alkali treatment, with the reductions of higher hydrophilic components, such as hydroxyl groups of hemicellulose in amorphous regions, the moisture decreases from 6.95 wt. % to 5.84 wt. %. In the case of water treated hemp fibers, it seems that the elimination of wax, fats and water-soluble polysaccharide on the fiber surface, more Chapter 2. Hemp fiber treatments and the reinforced composites -39-surface areas of hydroxyl groups and amorphous region are exposed to air (Fig. 2-5c), leading to the fiber moisture increased slightly from 6.95 wt. % to 7.25 wt. %.

FTIR spectra

Figure 2-6 displays the ATR-FTIR spectra of hemp fibers after different treatments. The chemical compositions, related functional groups and their corresponding wavenumber are listed in table 2-2 as reference [START_REF] Troedec | Influence of various chemical treatments on the composition and structure of hemp fibres[END_REF][START_REF] Kaczmar | The chemically treated hemp fibres to reinforce polymers[END_REF]. In the FTIR detection, the Attenuated Total Reflectance (ATR) allows the samples to be examined directly in the solid or liquid state without further preparation.

From table 2-2, the hemicellulose normally shows characteristic peaks at 1732, 1425 and 1162 cm -1 . Compared with the untreated fiber, the alkali treatment results in the complete disappearance of peak at 1732 cm -1 and slight intensity decrease of peaks at 1425 and 1162 cm -1 , indicating that the alkali treatment only removes partial hemicellulose in the fiber. Similarly, the lignin was also partly removed by alkali. For instance, the two peaks (1241 cm -1 and 1505 cm -1 ) of lignin are decreased and disappeared, respectively. The spectrum of untreated fiber and water treated fiber share the similar features. Combining our observations from SEM micrographs and the results of fiber moisture, it's concluded that water treatment cleans the fiber surface without negative effect on the elementary fiber structure. Alkali treatment could remove partial hemicellulose and lignin causing decomposition of elementary fiber structure.
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DSC results

Thermal properties of hemp fiber are often analyzed after chemical treatment to evaluate the thermal stability [START_REF] Rachini | Comparison of the Thermal Degradation of Natural, Alkali-Treated and Silane-Treated Hemp Fibers Under Air and an Inert Atmosphere[END_REF]. The decomposition processes of hemp fiber mainly contain two steps: moisture evaporation and degradation of hemicellulose, lignin and cellulose. Evaporation of free and linked water normally occurs below 200 ºC.

Generally, the evaporation temperature of linked water is higher than that of the free water (about 100 ºC). The degradation temperature of hemicellulose, lignin and cellulose is 25-290 ºC, 150-420 ºC and 250-350 ºC, respectively [8].

DSC results of hemp fiber after water, alkali treatments and untreated fiber are presented in figure 234567, including a close-up showing the DSC curves in the lower temperature range. Around 100 ºC, endothermic quantities of alkali treated fiber below 160 ºC is apparently less than those of untreated fiber, indicating that the quantity of free water in alkali treated fiber is less than untreated fiber. The temperature of endothermic peak for water treated fiber (109 ºC) is lower than that of untreated fiber (118 ºC), thus more free water is presented in fiber after water treatment. These results corroborate well with the results of fiber moisture analysis in table 2-1. All the three fibers show certain exothermic evolution above 200 ºC, indicating the beginning of fiber decomposition. It is clear that the untreated fiber has the lowest starting temperature in this exothermic region, which should be resulted from the instability of wax, fats and polysaccharide left on the hemp fiber. On the other hand, the two obvious exothermic peaks at 332 ºC and 378 ºC should be attributed to the decompositions of cellulose and lignin, respectively [8]. The much larger exothermic areas of water treated fiber indicate that more fiber elementary compounds are preserved compared to the aggressive alkali treated fiber. Therefore, the water treatment could improve the thermal stability of hemp fiber like alkali treatment.

XRD patterns

The XRD patterns of the untreated, alkali and water treated fiber are shown in The CI of water treated hemp fiber (55.5 %) is nearly unchanged comparing with untreated fiber (55.3 %). After alkali treatment, the CI slightly increased to 58.7 %. The increase in crystallinity index is resulted from the removal of lignin and hemicellulose, facilitating the arrangement of cellulose chains [START_REF] Jonoobi | Characteristics of nanofibers extracted from kenaf core[END_REF].

Effects of silane agent modification on fiber

Fiber morphology analysis

Figure 2-9 presents the morphology of alkali treated fiber, F-TMPS, F-TPAPS and F-TAPS. With the alkali treatment, waxes and pectins covering on the fiber surface are removed and the cleaning surface of elementary fiber is exposed outside (Fig. 2-9a).

After the silane modification, a thin silane layer can be observed on the fiber surface (Fig. 2-9b, c andd). The formation of the silane film is attributed to the reaction of silane with hydroxyl groups on the surface of hemp fiber. In the presence of water molecule, silane is hydrolyzed liberating reactive silanol groups. Then these reactive silanol monomers are physically absorbed to hydroxyl groups of nature fiber by hydrogen bonds. Through heating processes, the hydrogen bonds between the silanol and the hydroxyl groups of fibers can be converted into the covalent -Si-O-C-bonds.

During the hydrolysis process, there is also the self-condensation of silanol [START_REF] Rachini | Chemical modification of hemp fibers by silane coupling agents[END_REF]. 

Moisture of hemp fiber

The moisture of alkali treated hemp fiber, F-TMPS, F-TPAPS and F-TAPS are shown in table 2-4. We can see that the silane agents didn't have great influence on the moisture of hemp fiber. As is known, the water absorption of hemp fiber is mainly ascribed to the hydroxyl groups in the fiber. In other words, it's mainly dependent on the chemical constitutions of hemp fiber. In fact, the modification by silane agents doesn't change the chemical constitutions of fiber. Therefore, the moisture of fiber F-TMPS, F-TPAPS and F-TAPS barely changed when compared with alkali treated fiber.
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FTIR spectra

In figure 2-10, the FTIR spectrum of hemp fiber before and after the silane modification is compared in order to evaluate the modification. In addition, the FTIR spectrum of the relative silane agent of MPS, PAPS and APS are also presented in Fig.

2-10.

After the modification of MPS, the spectrum of F-TMPS appears two sharp absorption bands in 1639 and 1718 cm -1 , which are contributed to the C=C stretch vibration and C=O group of methacrylate [START_REF] Liu | Influence of alkali treatment on the structure and properties of hemp fibers[END_REF]. In the spectrum of F-TPAPS, C-N stretching vibrations are observed at 1276 cm -1 . The absorption bands in 1603 and 1507 cm -1 are ascribed to the C=C stretching in benzenoid rings and the group -NH bending of PAPS [START_REF] Kabir | Chemical treatments on plant-based natural fibre reinforced polymer composites: An overview[END_REF]. The asymmetric and symmetric stretching modes of -CH in APS are observed at 2942 and 2839 cm -1 in F-TAPS spectrum. The peak appeared at 1657 and 3404 cm -1 are attributed to the bending and stretching of -NH, respectively [START_REF] Mwaikambo | Mechanical properties of alkali treated plant fibres and their potential as reinforcement materials. I. hemp fibres[END_REF].

Overall, the presence of silane peaks in FTIR spectra of the modified fiber confirms the successful surface modification of hemp fiber by saline agents MPS, PAPS and APS. In general, to ensure the reaction of silane agent with hydroxyl groups of hemp fiber, the characteristic bands like Si-O-Si (s, 1030 and s, 1100 cm -1 ) and Si-O-C (s, 1080 and s, 1200 cm -1 ) are supposed to be detected from the modified hemp fiber.

While because there are several signals of hemp fiber in the range 1700-700 cm -1 , it's extremely difficult to distinguish the characteristic bands of Si-O-Si and Si-O-C with the original peaks of hemp fiber [START_REF] Rachini | Chemical modification of hemp fibers by silane coupling agents[END_REF].
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Hemp fiber reinforced polypropylene composites

Analytical methods

SEM observations

SEM was employed to observe the fracture surface of composites after tensile tests.

All samples were coated with carbon by a SEM coater CC7650. The images were captured using a Hitachi S3500N under low magnification.

Tensile tests

The tensile tests were carried out in a static tension machine Instron 4484 at room temperature. The displacement rate of composite is 2 mm min -1 but that of the neat PP and PP-MAH is 20 mm min -1 . An extensometer with a 12.5 mm initial opening length was placed at the center of specimens to measure the deformation of composites. (c) Fracture strains. In the XRD patterns of C-UF and C-UF-MAH, the crystal peaks at 2θ = 22.5 º is assigned to crystal plane of (200) of cellulose I in hemp fiber [START_REF] Razak | The influence of chemical surface modification of kenaf fiber using hydrogen peroxide on the mechanical properties of biodegradable kenaf fiber/poly(Lactic Acid) composites[END_REF][START_REF] Li | Influence of silicone oil modification on properties of ramie fiber reinforced polypropylene composites[END_REF]. And not likely to the neat PP, after the addition of PP-g-MAH, the crystalline peaks of the composites C-UF and C-UF-MAH share the similar intensity. From the tensile test and SEM observation, PP-g-MAH significantly improved the interfacial adhesion of composites. And some researches reported that the good interfacial adhesion could promote the interfacial crystallization [START_REF] Zhou | Interfacial crystallization enhanced interfacial interaction of Poly (butylene succinate)/ramie fiber biocomposites using dopamine as a modifier[END_REF][START_REF] Pracella | Functionalization, compatibilization and properties of polypropylene composites with Hemp fibres[END_REF]. However, it's difficult to observe the corresponding increase of crystallinity in figure 2-13. 

Effects of PP-g-MAH on the composites

Fracture sections

Effects of water/alkali treatment of fiber on the composites

Fracture sections

Figure 2-15 displays SEM morphology of fracture section of composites. For the composites using untreated fiber (Fig. 2-15a), it could be observed that the pulled out fiber surface is still covered with some substances, which may be the polysaccharide (indicated by white arrow). For the C-FS (Fig. 2-15b, alkali treatment), the elementary fiber structure is partly destroyed (indicated by white arrow). As partial hemicellulose and lignin are removed from the fiber after alkali treatments, the liaison force between the microfibers is greatly reduced. Thus the elementary fiber is separated to lots of microfibrils by strong shearing force during the extrusion and injection process. For C-FW treated fiber (Fig. 2-15c), the fibers are obviously fractured (indicated by white ellipse). And on the fiber surface, there are some microfibrils produced in the tensile processes due to the stronger interfacial adhesion strength (indicated by white arrow). 

Effects of silane modifications of fiber on the composites

Conclusions

The SEM micrographics, chemical analysis, moisture of fiber and ATR-FTIR spectra show that alkali treatment not only cleaned the fiber surface but also caused the elementary fiber decomposition by removal of partial hemicellulose and lignin. Water treatments effectively removed water-soluble polysaccharides existing on the surface of hemp fiber, while no obvious damages occurred in elementary fiber. DSC results illustrated that both water and alkali treatment improved the thermal stability of hemp fiber. XRD patterns indicated that alkali and water treatments didn't change the crystal form of hemp fiber. Meanwhile, the crystallinity of hemp fiber was unchanged after water treatment, but slightly increased after alkali treatment.

Due to the smooth surface and integrated elementary fiber structure of water treated fiber, the mechanical properties of PP composite obtained in this case were Chapter 2. Hemp fiber treatments and the reinforced composites -60-enhanced than the composites reinforced with untreated and alkali treated fiber. Thus, water could be considered as an economic and environmental friendly alternative in natural fiber treatment.

The SEM observations and FTIR spectra confirmed the presences of silane agents MPS, PAPS and APS on the surface of hemp fiber. Furthermore, the silane modification has no obvious effects on the hydrophilicity of hemp fiber. To the reinforced composites, even though the existence of PP-g-MAH could cover up the effects of silane agents, we also found some interesting results in the tensile test. The fracture stress of composite reinforced by APS modified hemp fiber is significantly enhanced compared to other composites, since the primary amino of APS could react with maleic anhydride forming amide covalent bond. In contrast, due to the incompatibility of aniline with propylene, PAPS modification decreases the fracture stress of composites. The existences of ester and vinyl groups in MPS are in favor of the increase of composite fracture strain.

In addition, from the tensile test results and SEM observation of the composites, the compatibilizer of PP-g-MAH is proved to be an efficient coupling agent in hemp fiber/PP composites to improve the interfacial adhesion of composites. The natural hydrophilicity of hemp fiber not only results in poor interfacial adhesion [START_REF] Rachini | Chemical modification of hemp fibers by silane coupling agents[END_REF], but also leads to the composites are sensitive to environmental humidity [START_REF] Dhakal | Effect of water absorption on the mechanical properties of hemp fibre reinforced unsaturated polyester composites[END_REF], which limits the wide applications of agro-composites, like exposing to atmosphere or contacting with aqueous media, for example, windows frames, decking and construction materials [108,[START_REF] Ku | A review on the tensile properties of natural fiber reinforced polymer composites[END_REF].

In fact, the humidity ageing studies of planted fiber reinforced composites is mostly focused on the water absorption of composites. With the absorption of water, the interface of fiber/matrix and the fiber may degrade and thus cause the decrease of mechanical properties of composites. The resulted swelling force of fiber may be also responsible for the breaking of the interfacial bonding. For example, the fiber swelling generates shearing force in fiber/matrix interface contributing to the break of fiber/matrix interface. In addition, the absorbed water also gives rise to the weight gains and the volume swelling of composites (swelling ratio, swelling direction).

Based on the obtained results in chapter 2 of this thesis, the water/alkali treatment and silane modification of hemp fiber, and the addition of PP-g-MAH, have more or less influence on the fiber structure or/and the reinforced composites. These treatments may also have great influence on the water absorption of composites.

In this chapter, we mainly studied the humidity ageing and thermal ageing of hemp to dry and 18 minutes to water spray according to the standard of ISO 4892-2.

Humidity ageing of composites

Water uptake (weight gains)

To determine the water uptake, the composite specimens were dried firstly in an oven at 80 ºC for 24 hours to evaporate the residual water in composites and the weight was noted as 100% 100%

H O t t M M M W M M     (3-1)

Tensile tests

The tensile tests were carried out in a static tension machine Instron 4484 at room temperature with an imposed displacement rate of 2 mm min -1 . An extensometer with a 12.5 mm initial opening length was placed at the center of specimens to measure the deformation.
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SEM observations

SEM was employed to observe the fracture surface of composites after tensile tests.

All samples were coated with carbon by a SEM coater CC7650. The images were captured using a Hitachi S3500N under low magnification. Generally, the tensile strength of elementary hemp fiber decreases directly after humidity ageing [8]. Thus, this increase can be explained like that the swollen fiber due to the water absorption increases the interfacial pressure and thus results in the enhancement of composites mechanical properties. In addition, it seems that stronger interfacial adhesion retards the decrease of Young's modulus, such as the Young's modulus of C-UF and C-UF-MAH began to decrease after 4 weeks and 6 weeks, respectively. However, the Young's modulus of C-FW did not decrease until 8 weeks. For instance, the increase of Young's modulus is accompanied with a decrease of fracture strain. The Young's modulus increased firstly in humidity ageing. As a result, the corresponding fracture strain decreased. For example, the fracture strain of C-UF decreased of 5.1 % for 2 weeks and then increased of 15.3 % for 8 weeks. Except C-FAPS, the similar tendencies are observed in C-UF-MAH, C-FW and C-FS. After 2 weeks ageing, the fracture strain of C-FAPS didn't show clearly decrease but increased slightly of 5.1 %. In addition, after 6 weeks ageing, the Young's modulus of C-FAPS also increased of 23.4 % and the fracture strain increased of 8.2 %. In summary, considering the fracture stress nearly unchanged after 8 weeks ageing, C-FAPS shows the most excellent resistance to humidity ageing in these five composites. To the hemp fiber, the level of water uptake is largely dependent on the amount of accessible hydroxyl groups, which can form hydrogen bonds with water molecules.

Results and discussion

Tensile test results

Tensile

Water uptake

The higher amount of hydroxyl groups, the higher level of water uptake. The moisture of hemp fiber F-UT, F-TW, F-TS and F-TAPS are shown in figure 3-3. Water treated fiber (F-TW) presents nearly the same moisture to the untreated fiber. Alkali treatment could reduce the moisture of hemp fiber from 6.9 to 5.8 %. Using APS to modify alkali treated fiber didn't further reduce the moisture of fiber comparing with alkali treatment (F-TAPS, 5.7 %). Overall, PP-g-MAH could effectively decrease the water uptake of composites due to the improvement of interfacial adhesion. Water treatment could further reduce the water uptake of composites because of the removal of water-soluble polysaccharide on fiber surface. Both alkali treatment and the modification of silane agent APS didn't exhibit obvious contribution to the resistance of water uptake. Hence, it's concluded that the water uptake is not just dominated by the amount of hydroxyl groups in hemp fiber, but also the interfacial strength of composites.

Fracture sections analysis

Figure 3-4 displays SEM images of fracture surface (after tensile tests) of composites after 8 weeks humidity ageing. For the composites reinforced with untreated fiber (Fig. 3-4a), it's observed that the hemp fiber was pulled out directly because of the poor fiber/matrix interfacial adhesion. For other three composites, with adding MAH-g-PP (Fig. 3-4b, c, d ande), the fibers were all broken after tensile tests.

In figure 3-4b, it seems that the large gap between fiber and PP was caused by the where 0 r is the initial radius of elementary fiber,

Swelling of hemp fiber and the reinforced composites

Calculation methods

Fiber swelling

) (t r
is the radius after humidity ageing of t time. The radial swelling ratio could be calculated from the water absorption of hemp fiber. It's assumed that the hemp fiber only swells in radial direction, no swollen in axial direction. And the increase volume of fiber equals the volume of absorbed water

f O H V 2
. The increase ratio of fiber volume (%) 
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where f M 0 is the initial weight of bundle hemp fiber,

f t
M is the weight of bundle fiber after humidity ageing of time t .

Combining equation (3-3) with equation (3-4), the radius swelling of elementary fiber could be obtained by the following equation:

f t O H f f t W r   2 (%)   . ( 3-5) 
In equation 3-5, f  (1.07 g•cm -3 [START_REF] Baley | Fibres naturelles de renfort pour matériaux composites[END_REF]), O H 2  (1.00 g•cm -3 ) is the density of hemp fiber and the absorbed water, respectively.

Composites swelling

Figure 3-6 shows the schematic illustration of composites specimens subject to water swelling. Similarly to the calculation of fiber swelling, the composites swelling could also be calculated from the weight gains of specimens. Based on previous studies, the fiber usually distributes along the injection direction [START_REF] Lutz | Damage development in short-fiber reinforced injection molded composites[END_REF] and mainly swells in fiber radial direction [START_REF] Jin | Study of mechanical properties and performance of aging hemp fibers[END_REF]. Supposing the composites have no voids, the swelling volume of specimens Combining equation (3-6) with equation (3-1), the relationship between composites specimens' weight gains and the area cross-section increase can be found as: 

% 100 (%) (%) 0 0 0 2      c c O H c c c t c t c t V V V V V v s . ( 3 
2 0 0 1 (%) (%) c t t H O M s W V     , (3-7) 
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where m m , f m is the mass of polymer matrix and fiber, respectively; m  and f  is the density of matrix and hemp fiber, respectively.

Results and discussion

Fiber swelling

The experimental data of weight gains and radius swelling ratio of elementary fiber is cited from the thesis of S. JIN [148]. To measure the weight gains and radius swelling ratio of elementary fiber, the author performed humidity ageing of elementary hemp fiber in the same ageing conditions with the composites ageing as in this thesis.

To determine the weight gains (Eq. 3-4), the fiber was dried firstly in an oven at 80 ºC for 24 hours to remove the residual water before the ageing experiment. The initial weight of fiber was noted as f M 0 . Every 7 days, the fiber was taken out from the chamber and lightly wiped with absorbent paper to remove the water droplet on the fiber surface, the weight was noted as f t M . At the same time, the author measured the diameter of the elementary fiber to obtain the radial swelling ratio (Eq. 3-2). Figure 3-7 illustrates the weight gains and radius swelling as function of exposure time of elementary hemp fiber. In figure 3-7a, the weight of hemp fiber increases exponentially with exposure time. After about 21 days, the weight of hemp fiber increased to a saturated stage of around 12.5 %. It's observed that the water absorption follows Fick's law. At room temperature, the water absorption increase linearly at the beginning and then slowly reaches a saturation plateau after certain time [START_REF] Nosbi | Effect of water absorption on the mechanical properties of pultruded Kenaf fibre reinforced polyester composites[END_REF].

According to the thermodynamics [START_REF] Hong | A theory of coupled diffusion and large deformation in polymeric gels[END_REF], the fiber network swells because the small water molecules mix with the macro molecule of substance in hemp fiber. During this swelling process, the configurational entropy of fiber decreases, while the Chapter 3 Humidity ageing and thermal ageing of the reinforced composites -75-configurational entropy of mixture increases. These two kinds of entropy tend to reach an equilibration state, where the swelling ratio of hemp fiber is maximized. In figure 3-7b, the radius swelling of hemp fiber (solid rectangles) presents the same tendency as the weight gains. Fiber radius swells considerably at the beginning of humidity ageing, followed by a plateau region. After 28 days, the radius swells of 5.6 %.

The calculated radial swelling ratio (Eq. 3-5) from the weight gains experiment is also presented in figure 3-7b (solid triangles connected by red line). It has been found that the calculated radius swelling is slightly higher than the measured ones during all the ageing process. The highest calculated radius swelling is 6.5 % (28 days ageing), while at the same time, the measured one is 5.9 %. Because the calculation of radius swelling ratio in this case is based on the assumption of the swelling direction of hemp fiber only occurs in the radial direction, no swelling in axial direction, thus, this result indicates that the fiber swells mainly along the radial direction of fiber.

The fiber swelling direction should be determined by its internal network. As shown in figure 345678, the elementary fiber could be considered as one "composites" of cellulose microfibrils embedded in the "matrix" of hemicellulose/lignin. The microfibrils of cellulose orient along the axial direction of elementary fiber with a spiral angle, and be connected by hemicellulose and lignin to form a network. With humidity ageing, the absorbed water molecules penetrate into the hemicellulose/lignin "matrix".

Chapter 3 Humidity ageing and thermal ageing of the reinforced composites -76-Subsequently, water molecules expand greatly the interspaces between cellulose microfibrils towards radial direction and cause a slight stretching of cellulose microfibrils towards axial direction (determined by the spiral angle). That's why the swelling direction of elementary fiber is major in radial direction and minor in axial direction.

Fig. 345678A schematic of water swelling of elementary fiber in humidity ageing. The fiber consists of a network of long polymers (cellulose, hemicellulose and lignin) and small water molecules.

Composites swelling

Figure 3-9 presents the measured weight gains of composites C-UF (solid rectangles with the best-fit line in red). In addition, to understand the effects of PP matrix on the fiber swelling of fiber, the weight gains of composites is also calculated from the weight gains of elementary fiber (blue solid triangle) according to the equation of (%) (%) In figure 3-9, as increase the exposure time to humidity, both the measured weight gains and the calculated ones reached an equilibrium state of water absorption (about 3.6 %), while the measured values increased much slower than the calculated ones. This suggests that the presence of PP matrix only retards the water absorption without decreasing the quantity of absorbed water of hemp fiber.

f c f t t m f m w W m m    . ( 3 
The composites swell with the water uptake process of fiber, which has negative effect on the dimensional stability of composites. The composites expansion is normally associated with their water absorption responsible for the weight gains and volume increase. PP doesn't absorb water, so that the water absorption of composites should be ascribed to the hydrophilicity of hemp fiber and the capillary effects of fiber/PP interface. In addition, the voids or defects in composites may also contribute to the weight gains without volume expansion.
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Combining the results of that hemp fiber mainly swells along the radial direction (section 3.2.2.1) and the assumption of that most fiber distributed in the injection direction, we could find the fiber distribution in composites by constructing the relationship between the cross-section swelling and the weight gains (Eq. 3-7). For C-FS, the calculated swelling rate is higher than the experimental determined values after 2 weeks ageing. It's suggested that C-FS absorbed certain quantities of water but its volume didn't increase. As analyzed in previous section, alkali treatment destroyed the fiber structure forming voids or defects in the composites. Due to this, hemp fiber absorbed water and swollen to fill these void and thus the volume of composites apparently didn't swell.

In contrast, C-FAPS shares the similar quantity of weight gains like C-FS in figure 3-2, the cross-section expansions of C-FAPS exhibit the same tendency with the calculated value but is slightly higher than the calculated value during all the humidity ageing. This further proved that C-FAPS shows stronger interfacial adhesion. By comparing C-UF, C-UF-MAH and C-FW, it's concluded that the dimensional stability could be significantly improved by fiber treatment and interfacial adhesion improvement of the composites.

Owing to the cylindrical form, hemp fiber shows isotropic swelling in the radial direction. Not likely to hemp fiber, the cross-section of the reinforced composites is a rectangular form with a width of 10 mm and a thickness of 4 mm. To study the effect of macroscopic dimension on the swelling direction of composites, we measured the swelling ratio of composites in its width direction and thickness direction.

As shown in Fig. 3-11, the swelling ratio in thickness direction is much higher (nearly two times) than in the width direction. Take composites C-UF as example, the width increased of 0.7 % (14 days), 0.8 % (28 days) and 1.1 % (42 days). But in the corresponding time, the thickness increased of 1.4 %, 1.8 % and 2.2 %, respectively.

Similarly, for C-FW, the width increased to a plateau region of 0.9 % but the thickness increased of 2.0 %. We can observe the similar results in other three composites C-UF-MAH, C-FS and C-FAPS. The swelling ratio of composite specimens in thickness direction is nearly two times of that in width direction. 

Fiber swelling force

During humidity ageing, the fiber swells and generates the swelling force, which dominates the expansion of PP matrix. Moreover, the swelling force results in break of the interfacial adhesion, followed by the decrease of composite mechanical properties.

In this section, we calculated the fiber swelling force according to equations 3-13~15 by using software MATLAB.

Summarization of theory

The hemp fiber can be considered as one kind of a long polymer which is cross-linked into a three-dimensional network (Fig. 345678). The water, a low molecule, could migrate into the inside of this network due to the hydrophilicity of rich hydroxyl.

This migration allows the fiber to change both in shape (especially in the radial direction of hemp fiber as we illustrated in section 3.2.2.1) and volume. This process (Fig. 345678) is similar to the swelling of polymer gel.

The polymer gel is wildly used in medical devices, drug deliver, tissue engineering and etc… [START_REF] Jagur-Grodzinski | Polymers for tissue engineering, medical devices, and regenerative medicine. Concise general review of recent studies[END_REF], lots of researches have focused in the polymer swelling and numerous Nikolaos Bouklas and Rui Huang [START_REF] Bouklas | Swelling kinetics of polymer gels: comparison of linear and nonlinear theories[END_REF] compared a nonlinear theory for polymer gels with the classical theory of linear poroelasticity in the swelling kinetics of polymer gel. They establish a relationship between the material properties in the linear theory and those in the nonlinear theory through a linearization procedure. And it has been found that the linear theory agrees with the nonlinear theory at the early stage of swelling. But it is cautioned that the applicability of the linear theory should be limited to relatively small swelling ratios (Fig. 345678910111213). In the following section 3.2.3.2, we employ a nonlinear theory of polymer gel by Hong et al. [START_REF] Hong | A theory of coupled diffusion and large deformation in polymeric gels[END_REF] to calculate the free swelling stress of elementary hemp fiber.

Fig. 3-13 Comparison between the nonlinear theory and the linear poroelasticity for constrained swelling of a hydrogel layer, cited from the reference [START_REF] Bouklas | Swelling kinetics of polymer gels: comparison of linear and nonlinear theories[END_REF]. Label of y axial h/h 0 is the thickness ratio of a thin hydrogel layer, which is normalized by initial thickness h 0 . Label of x axial t/τ t is the swelling time, normalized by a time scale of τ t .

And λ 0 is the swelling ratio in the initial state.
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Calculation method

Considering the elementary fiber takes the form as cylindrical symmetry, on the fiber surface, the radial stretch r  and circumferential stretch   equals 0 ( )

r r t r      . (3-11)
The fiber is assumed to deform under the plane-strain conditions (no axial swollen). The axial stretch z  is

1  z  . (3-12)
The swelling stress of elementary fiber r  (radial direction),   (circumferential direction) and z  (axial direction) could be calculated by using the free energy function based on the Flory-Rehner theory [START_REF] Hong | A theory of coupled diffusion and large deformation in polymeric gels[END_REF][START_REF] Cai | Force generated by a swelling elastomer subject to constraint[END_REF]157], as shown in the following equations

2 2 1 1 ( 1) log 1 ( ) r r r r r r kT kT nv v v                                    , (3-13) 2 2 1 1 ( 1) log 1 ( ) r r r r kT kT nv v v                                      , (3-14) 2 1 1 log 1 ( ) z r r r kT v v                              , (3-15) 
where n is the number of monomers per polymer chain of hemp fiber, k is the Boltzmann constant, T is the absolute temperature, and  is a dimensionless measure of the enthalpy of mixing the solvent with polymer, v is the volume per solvent molecule.
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Fiber swelling force

As the fiber only swells in radial planes, the axial stress z  should be zero. And on the fiber surface, because the swelling ratio in radial direction equals that in circumferential ( r     ), the swelling stress of r  should also equal   . Therefore, we only discussed the radial stress r  in this section.

In equation 3-13, the Boltzmann constant k is 1.3806488 × 10 -23 m 2 kg s -2 K -1 the humidity ageing temperature of T is 293 K, the volume of one water molecule v equals 3.0 × 10 -29 m 3 . n and  are the dimensionless materials parameters. Indeed, it's difficult to get the values of n and  directly due to the multiple and complicate contents of planted fiber. Take n as example, the planted fiber mainly contains cellulose, hemicellulose and lignin. The degree of polymerization of cellulose ranges from 800 up to 10000 [START_REF] Klemm | Cellulose: fascinating biopolymer and sustainable raw material[END_REF]. The hemicellulose are branched polymers of a low weight with a degree of polymerization of 80-200 [159]. Therefore, we discussed the effects of these two parameters on the fiber swelling force when the system of fiber and water achieving equilibrium.

In the equation 3-13, if the fiber contains no solvent, r  = 1, the stress become singular. To avoid this singularity in calculation, we assume that the fiber is already stretched containing a small quantity of water. On the fiber surface, the system of fiber and water approaches a state of equilibrium. The chemical potential of water reaches that of pure water  = 0. Therefore, we could calculate the radial swelling force as function of radial swelling ratio. The treatment of hemp fiber, such as alkali or silane, can decrease the hydrophilicity of hemp fiber. It's indicated that the mixture entropy of fiber with water increased after the alkali treatment. Combining with the results from figure 3-14, with higher mixture entropy, the swelling force decreased much faster, leading to a lower swelling ratio of fiber.

The interfacial adhesion or polymer matrix could limit the swelling of fiber. With the fiber swelling, the matrix or interfacial adhesion produces a constraint force to contend with the swelling force of fiber. The composites will terminate expansion when the swelling force deceases to the magnitude of this constraint force.
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The contribution of this constraint force depends on the fiber swelling ratio, the strength of matrix and interfacial adhesion. The larger fiber swelling ratio presents the larger limitation because the swelling force decrease as asymptotic curves to zero at the final swelling process, demonstrating broader range below the constraint stress of matrix or interfacial strength. Besides this, with larger matrix or interfacial adhesion, the swelling force reaches equilibrium earlier with the constraint force.

However, it's difficult to perform the calculation considering the constraint force of matrix or interface for lacking their experimental stress-strain curves at very low strain rate. As presented in figure 3-9, the cross-section of composites only expands 3.5 % for 56 days. In addition, the swelling rate of composites is also variable during all this process.

Thermal ageing of composites

Experiments and analysis

Thermal ageing

Thermal ageing was performed in Atlas suntest XXL for 8 weeks. The ageing condition was: relative humidity 50±5 %, chamber temperature 38±2 °C, no daylight during all the ageing process. The ageing temperature is chosen according to the ISO 4892-2.

Tensile tests

The tensile tests were carried out in a static tension machine Instron 4484 at room temperature with an imposed displacement rate of 2 mm min -1 . An extensometer with a 12.5 mm initial opening length was placed at the center of specimens to measure the deformation.
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Tensile test results

The tensile test results of composites C-UF, C-UF-MAH, C-FW and C-FS are shown in figure 3-15 for the purpose of comparing the effects of hemp fiber treatment on the mechanical properties of composites. In figure 3-15a, Young's modulus of composites significantly increased initially (after 2 or 4 weeks) and then decreased, except C-UF-MAH. In figure 3-15b, the fracture stress of all these four composites slightly varied after 8 weeks ageing. The fracture strain decreased initially and then slightly increased with ageing process (Fig. 3-15c). The tensile test results of composites reinforced by silane modified fiber (Fig. 345678910111213141516)

show the same tendency like in figure 3-15. The Young's modulus increased after 2 weeks and then slightly decreased. The fracture stress varies slightly for 8 weeks ageing.
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The fracture strain decreased after 2 weeks and then increased a little due to the degradation of composites interface. These tensile test results after thermal ageing are very similar to that of humidity ageing. As analyzed previously in section 3.1, the water absorption of hemp fiber in composites is one major reason for the increase of Young's modulus in the initial ageing due to enhancement of interfacial pressure. With the penetration of water, the reinforced fiber and interface of composites degraded leading to the fracture stress of composites decreasing and the fracture strain increasing.

However, it's hard to distinguish the effects of temperature with the humidity on the mechanical properties of composites.

By comparing the ageing condition of thermal ageing with humidity ageing in this thesis, the relative humidity decreased from 80±5 to 50±5 %, which may prohibit the Chapter 3 Humidity ageing and thermal ageing of the reinforced composites -90-water absorption of composites then retard the deterioration of mechanical properties.

However, the ageing temperature increased from 20 to 38 ºC, which may promote the water absorption of composites due to the increased thermal energy for the water molecule penetration. In addition, in the ageing machine, the thermal ageing always performs at a certain relative humidity. Therefore, we couldn't completely eliminate the effect of humidity in thermal ageing. Given this, we separately analyzed the effects of temperature on the PP matrix and hemp fiber in the following paragraph.

The effect of hydrothermal ageing on the neat PP could be neglected. Yuqiu Yang et al. [START_REF] Yang | Mechanical property and hydrothermal aging of injection molded jute/polypropylene composites[END_REF] has immersed the neat PP into distilled water at 80 ºC from 3 to 3000 hours, and studied the weight gains and mechanical properties. During all the ageing process, PP absorbed no water and the tensile properties of PP are almost unchanged.

Actually, the effect of temperature on the weight gains of hemp fiber is very negligible [START_REF] Jin | Study of mechanical properties and performance of aging hemp fibers[END_REF]. At the relative humidity of 50±5 %, when the ageing temperature increased from 38 to 65 ºC, the weight gains of fiber show almost the same curves as function of ageing time. In contrast, the increase of relative humidity has greater influence on the weight gains of hemp fiber. When the relative humidity increased from 50 to 80 %, the corresponded saturated weight gains increased from 8.5 to 12.0 % after 2 weeks at 20 ºC. Therefore, it's concluded that the increase of temperature doesn't facilitate the water absorption behavior of hemp fiber, but the decrease of relative humidity could reduce water absorption amount of hemp fiber. Therefore, the tensile test results of composites subject to thermal ageing are similar to the humidity ageing but the effect is less remarkable as the humidity ageing.

Conclusions

The water swelling of hemp fiber can increase the interfacial pressure of composites resulting in the improvement of mechanical properties in the initial periods of humidity ageing. With the process of ageing, the absorbed water causes the degradation of both the interface of fiber/matrix and hemp fiber decreasing the The fiber achieved saturation with weight gains of 12.5 % and radial swelling ratio of 5.6 %. The fiber swells mainly along the radial direction, which is determined by the microfibrils of cellulose in the fiber network. The presence of PP matrix could retard the water absorption, but fails to decrease the quantity of absorbed water. The composites basically expand in the vertical injection direction due to the fiber distributes along injection direction and swells in the radical direction.

The swelling stress is as large as 850 MPa at the beginning, and then decrease as asymptotic curves to zero until achieving the maximum radial swelling ratio.

Comparing with numbers of monomers per polymer chain, the mixture entropy has significant effects on the swelling stress of fiber. With larger mixture entropy value of fiber/water, the fiber swelling force decreased much faster with a lower swelling ratio.

The effect of thermal ageing on the tensile properties of composites is limited. Due to the inertness of PP to the hydrothermal, and the humidity shows more effective than temperature on the water absorption of hemp fiber, the tensile properties of composites subjecting thermal ageing present similar tendencies like humidity ageing but be less affected.

Besides the humidity ageing, ultraviolet (UV) radiation also has greater influence on the ageing of planted fiber reinforced PP composites. And the UV ageing of planted fiber reinforced polymer composites is much more complex than the degradation of individual fiber or polymer matrix. For example, the chromophoric groups produced from the planted fiber could accelerate the degradation of polymers around the fiber.

Conversely, the presence of polymer matrix inhibits the oxygen diffusion and thus retards the photodegradation of planted fiber.

As we known, fiber treatment (water/alkali) or modification (silane agent) has significant influence on the fiber structure and the interfacial adhesion of the reinforced composites. With the decrease of fiber hydrophilicity and the improvement of composites interface, the water absorption of composites can be greatly decreased, which may has great influence on the surface whitening of composites combined with UV radiation [START_REF] Stark | Influence of photostabilizers on wood flour-HDPE composites exposed to xenon-arc radiation with and without water spray[END_REF][START_REF] Beg | Accelerated weathering of unbleached and bleached Kraft wood fibre reinforced polypropylene composites[END_REF]. In addition, with better interfacial adhesion, the fiber shows nucleation ability resulting in interfacial crystallization of composites [START_REF] Zhou | Interfacial crystallization enhanced interfacial interaction of Poly (butylene succinate)/ramie fiber biocomposites using dopamine as a modifier[END_REF][START_REF] Pracella | Functionalization, compatibilization and properties of polypropylene composites with Hemp fibres[END_REF].

Moreover, the functional groups of silane could also act as UV stabilizer. For example, the N- propyl]aniline (PAPS) bears a aniline group, showing a broad absorption peak range 245-330 nm.

In this chapter, the UV ageing of neat PP and the PP composites (reinforced fiber treated by water, alkali or silane) were performed. The UV ageing could be considered as a combination of humidity ageing and UV ageing for the presence of relative humidity (50±10 %) and UV radiation. The scanning electron microscopy (SEM), digital microscopy, Fourier transform infrared spectroscopy (FTIR), ultraviolet-visible spectroscopy (UV-Vis) and X-ray diffraction (XRD) are employed for the characterization of composites degradation. UV ageing of neat PP is firstly discussed.

Then, the effects of compatibilizer PP-g-MAH and water/alkali treatment of fiber on the UV ageing of the reinforced composites are studied. Finally, the effects of fiber modification by MPS, PAPS and APS on the UV ageing of the reinforced PP composites are investigated. 

Experiments and characterizations

UV ageing

UV ageing was performed in Atlas Suntest XXL for 8 weeks, according to the standard ISO 4892-2, method A-Exposures using daylight filters (artificial weathering), cycle 1. The ageing condition are controlled by the following parameter: broadband (300 nm to 400 nm) 60±2 W m -2 , black-standard temperature 65±3 ºC, relative humidity 50±10 %, chamber temperature 38±3 ºC, 102 minutes dry and 18 minutes water spray.

Characterization methods

Scanning electron microscopy (SEM)

SEM was employed to observe the composites surface. All samples were coated with carbon by a SEM coater CC7650. The images were captured using a Hitachi S3500N.

Digital microscopy

Visible observations were carried out by a digital microscopy Keyence VHX-1000 with the objective of 20×200.

Tensile tests

The tensile tests were carried out in a static tension machine Instron 4484 at room temperature with an imposed displacement rate of 2 mm min -1 (20 mm•min -1 for neat PP). An extensometer with a 12.5 mm initial opening length was placed at the center of specimens to measure the deformation.

Fourier transform infrared spectroscopy (FTIR)

FTIR measurements were performed at 400-4000 cm -1 in PerkinElmer Spectrum Two with the Universal Attenuated Total Reflectance Accessory (UATR). The material 

X-ray diffraction (XRD)

X-ray diffraction (XRD) measurements were conducted with a Seifert PTS-3000 X-ray diffractometer employing Cu-Kα (0.1540598 nm) radiation and Ni filter, equipped with a Position Sensitive Detector. The XRD patterns were collected from 15 to 60 º (2θ) with a step size of 0.05 º.

UV-visible spectra

The Cary 100 UV-VIS was employed to characterize the UV-visible absorbance of silane agent solution (5.0 %), PP and C-FS film at 200-800 nm. The PP and C-FS film were prepared in a hot-press machine at 185 °C. From figure 4-1, it's observed that numerous cracks appear on PP surface and the direction of these cracks is almost perpendicular to the flow-line (injection direction).

UV ageing of neat PP

Micrographic observation

The spontaneous cracking of PP is ascribed to the surface densification caused by chemical crystallizations. The patterns and concentration of these cracks generally depend on the processing method and conditions. Regular cracks are often observed perpendicular to the flow-line in injection moulding samples [START_REF] Fechine | Cracking formation on the surface of extruded photodegraded polypropylene plates[END_REF]. Whereas in compression PP, the cracks showed random patterns due to no significant flow occurs in compression process [START_REF] Rabello | The role of physical structure and morphology in the photodegradation behaviour of polypropylene[END_REF][START_REF] Rabello | Photodegradation of polypropylene mouldings containing weld lines: Mechanical properties and surface cracking[END_REF]. In additional, lower values of A110 (the chain orientation of PP) resulted in lower crack frequency. The molded PP displays more degradation than compressed one due to higher oxygen diffusion resulted from its lower degree of crystallinity [START_REF] Rabello | The role of physical structure and morphology in the photodegradation behaviour of polypropylene[END_REF]. The cracks direction plays an important role in the mechanical properties of PP.

The cracks in perpendicular direction of flow-line have considerable effects on tensile test at the initial process of UV ageing. And the effects of cracks in parallels direction could be negligible [START_REF] Yakimets | Effect of photo-oxidation cracks on behaviour of thick polypropylene samples[END_REF]. And at the end of this period, the cracks shortly formed. Before the appearance of cracks, the thickness of oxidized layer increases with ageing temperature and nearly independent of the light intensity [START_REF] Girois | Oxidation thickness profiles during photooxidation of non-photostabilized polypropylene[END_REF].

SEM images

The development of cracks could be prevented by a ductile zone. M.S. Rabello observed a ductile zone inside the embrittled layer in the fracture surface of PP, which could resist the penetration of cracks reaching the ductile materials in the interior [START_REF] Rabello | The role of physical structure and morphology in the photodegradation behaviour of polypropylene[END_REF].

Tensile test results

The tensile test results of PP are shown in figure 4-3. In figure 4-3a and 4-3b, the Young's modulus and fracture stress respectively increased of 10.1 and 42.9 % after 6 The decrease of Young's modulus and fracture stress should be ascribed to the surface cracking and the small independent crystallites produced by chemical crystallization. These two reasons play its role in different period of UV ageing. To separate the influence of surface cracking and chemical ageing on the Young's modulus, Iryna Yakimets et al. [START_REF] Yakimets | Effect of photo-oxidation cracks on behaviour of thick polypropylene samples[END_REF] utilized the linear elastic fracture mechanics and found that the effects of surface cracking on PP mechanical properties occurs in the period of 5 days to 3 weeks. But in the followed period (3-5 weeks), the small As a result of UV ageing, the embitterment of PP leads to the sharply drop of fracture strain (Fig. 4-3c). After 6 weeks, the fracture strain of PP is remarkably reduced from 367.3 to 5.6 %. UV ageing resulted in PP presenting more fragile behavior than ductile behavior.

Besides the surface cracking and crystallites, the loading force could also accelerate or retard the chain scission of PP caused by UV radiation. The tensile stress could accelerate the chain scission due to which favors the diffusion of small radicals, inhibits the nucleation and the growth of micro cracks. To the contrary, the compressive stress retards the chain scission [169].

FTIR spectra

Figure 4-4a presents the FTIR spectra of PP before and after up to 8 weeks ageing.

In figure 4-4a, a broad absorbance peak at 1700-1800 cm -1 has developed with the UV radiation. This peak is usually associated with the presence of carbonyl groups due to the photo-oxidation of PP. In addition, the peak of hydroperoxides, another main production of PP degradation [START_REF] Ndiaye | Durability of wood polymer composites: Part 1. Influence of wood on the photochemical properties[END_REF], can be also easily observed in the wavelength range of 3300-3600 cm -1 . The height of most crystalline peaks increased after 8 weeks ageing signifying the enhancement of crystallinity. The UV degradation of PP is believed to be concentrated in the amorphous region of PP. With UV ageing, the macromolecules of PP break to smaller molecules which allow crystallization easier [START_REF] Yakimets | Effect of photo-oxidation cracks on behaviour of thick polypropylene samples[END_REF]. Hence, the UV ageing generally accompanied with an enhancement of crystallinity. In addition, L. OGLER reported that the crystallinity increases progressively from the depth to surface [START_REF] Ogier | Influence of morphology and surface preparation on the weatherability of polypropylene[END_REF]. While, in figure4-6, the diffraction intensity and the full width at half maximum of plane (301) and (041) decreased after ageing. The decrease of full width at half maximum is not correlated with the decrease of average crystalline size but with the formation of new small crystallites [START_REF] Fechine | Cracking formation on the surface of extruded photodegraded polypropylene plates[END_REF].

XRD patterns

The initial fraction of crystallinity also affects the polymer degradation.

Polymers with higher crystallinity generally display less degradation before a longer exposure time (12 weeks or longer). The fraction of crystallinity could be affected by processing condition. For example, when the molded temperature increased from 20 to 60 ºC, the crystallinity increased from 41.3 to 58.2 % [START_REF] Rabello | The role of physical structure and morphology in the photodegradation behaviour of polypropylene[END_REF]. subject UV ageing from 2 to 8 weeks. In figure 4567, with UV radiation, the color of all these four composites changed from brown to white. The surface whitening is mainly ascribed to the chemicrystalisation of PP matrix. However, these four composites show different whitening rate. For example, after 2 weeks, C-UF appearances larger "white" area than C-UF-MAH. And there are almost absent of "white" on the surface of C-FS.

Effects of fiber treatment (water/alkali) on UV ageing

Composite observations

After 4 weeks, the whiteness of composites could be ranged as: C-UF > C-UF-MAH > C-FW > C-FS. After 8 weeks, the surface of all these four composites is nearly completely white. For further observation, the digital microscopy and SEM are performed in the following section. In figure 4-8, it's also found that the color of chalky white occurs initially (2 weeks) around the location of fiber (black arrow). It seems that the presence of planted fiber accelerated the degradation of PP around the fiber. It's known that the crystallization of PP could decrease its transparency under UV radiation. Beside this, Nicole M. Stark

[172] reported that water spray has great effects on composites whitening when combined with UV radiation. observation and an intermediates magnification to observe the exposed hemp fiber, PP matrix around the fiber and the interfacial state of fiber/matrix.

In figure 4-9a, after 2 weeks UV ageing, the surface of C-UF displays many defects. It's also found that some fibers are already exposed to air, which may be resulted from the degraded PP flakes or powders and which have been washed away by water spray. In figure4-9b, the interface of hemp/PP matrix has degraded and the fiber is completely exposed to air (Fig. 4-9b). This observation is not surprised because the interfacial strength of C-UF is very poor before exposure due to the incompatibility of Chapter 4. Ultraviolet ageing of the reinforced composites -106-fiber and PP matrix. After 4 weeks, it's clearly observed that there are regulation cracks in PP matrix (indicated by white ellipse, Fig. 4-9d). After 6 weeks, the composites surface is approximately fractured in all surface regions (Fig. 4-9e and g).

The cracks around the fiber are also gradually developed and smashed to many small flakes (Fig. 4-9f and h).

The development of cracks in composites is similar to that in the neat PP.

Nevertheless, the surface cracking occurs earlier in composites (2 weeks) than in PP (4 weeks). The formation of cracks is normally ascribed to the densification of chemicrystalisation and the chain scission of PP. Besides this reason, due to the absorption of water, a swelling force of fiber should also contribute to the surface cracking.

Interestingly, the cracks only present in PP matrix and around the fiber. It's difficult to find the similar cracks on the fiber during the ageing process. One reason should be that the lignin in hemp fiber could absorb 85-90 % of lights. Another reason should be that the covered PP matrix plays as a "protection coating" by preventing the oxygen diffusing into fiber. ageing. Therefore, it's indicated that the improvement of interfacial strength could retard the formation and growth of cracks in composites surface and the degradation of composite interface in the initial exposure time (especially for 2 weeks).

The water or alkali treatment of fiber could further retard the degradation of composites. Especially for C-FS, composites reinforced with alkali treated fiber, the surface after 6 weeks UV radiation (Fig. 4-12e, f) displays similar fracture pattern like C-UF after 2 weeks ageing. This result agrees well with the digital observation in figure 45678.

Overall, the improvement of fiber/PP interfacial strength is beneficial to retard the composites surface degradation. In addition, the water/alkali treatment of fiber, especially alkali, could further inhibit the surface degradation. Given to the fact, lignin, as one main constituent of hemp fiber, absorbs stronger in UV/visible region due to the two chromophores groups [START_REF] George | Photodegradation and photostabilisation of wood -the state of the art[END_REF][START_REF] Popa | Mechanical Properties and Weathering Behavior of Polypropylene-Hemp Shives Composites[END_REF]. And the lignin is normally presented in the fiber surface covering the cellulose microfibrils [START_REF] Mwaikambo | Chemical modification of hemp, sisal, jute, and kapok fibers by alkalization[END_REF].

Thus, it's suggested that the PP matrix around the hemp fiber may absorb more radiation than other regions. Moreover, the degradation of hemp fiber will generate additional chromophoric groups and promote the degradation of PP [START_REF] Ndiaye | Durability of wood polymer composites: Part 1. Influence of wood on the photochemical properties[END_REF]. The water swelling of hemp fiber and the absorbed water may also contribute to the degradation of PP around the fiber due to the accelerated oxidation reaction, which facilitated the light penetration and generated swelling force toward the PP matrix [172]. Therefore, it's believed that the degradation of PP occurs initially around the locations of fiber.

In other words, the presences of hemp fiber accelerate the photo-degradation of PP.

Besides these reasons, the rough surface of composites due to the addition of hemp fiber should also contribute to PP cracking via providing sites for preferential photo-oxidation. [START_REF] Ogier | Influence of morphology and surface preparation on the weatherability of polypropylene[END_REF] reported that the machine marks (rough surface) provides sites for preferential photo-oxidation in PP leading to the formation of flaws that weaken the PP at low exposure time. And this influence could be reduced by polishing away the machine marks prior to UV exposure or prolonging the exposure time. and the cracks could develop more easily. As a result, these cracks are generally straight and longer (Fig. 4-16a). While on the composite surface, owing to the PP around hemp fiber degraded with a relatively faster rate than the PP in other region (without the fiber), the cracks are much shorter than that on neat PP (Fig. 4-16b).

Therefore, the neat PP shows uniform UV degradation but the planted fiber reinforced composites show non-uniform UV degradation in the initial UV ageing. Even though for 8 weeks ageing, it also increased of 14.0 % when compared with the unexposed value. One reason for the enhancement of Young's modulus may be the increase of crystallinity. Another reason may be the increase of interfacial pressure due to the fiber swelling, such as we analyzed in humidity ageing (section 3.1.2.1). Overall, the addition of PP-g-MAH and the fiber treatment of water/alkali didn't give obvious contribution to resist the decrease of tensile properties. In the surface morphological analysis (section 4.3.1~3), the surface of C-UF shows the gravest damages in these four composites and its surface become white faster than others. Only for 2 weeks, the fiber is entirely exposed to air and debonded with PP matrix. But its tensile properties didn't show the greatest decrease. Thus, the surface degradation of composites isn't adequate to indicate the greatest deterioration of tensile properties.

Carbonyl index

The carbonyl index is generally employed to characterize the chain scission of the polymer and the composites. In figure 4 It's also found that the carbonyl index of C-UF is much higher than that of other composites for 8 weeks. From the surface morphology analysis (section 4.3.3, Fig. 456789), the cracks in C-UF surface are formed earlier and the distance of cracks is wider than C-UF-MAH, C-FW and C-FS after 8 weeks ageing. Hence, the oxygen could penetrate deeper than other three composites leading to much serious degradation.

Therefore, it seems that the water or alkali treatment of hemp fiber is favorable in retarding the surface whitening (cracking) and degradation of the reinforced composites.

XRD patterns

XRD is normally utilized to characterize the crystallization of polymer composites. From figure 4-19, it's obviously seen that the main difference of the height of crystalline peaks occurring at 2θ = 16.9 º and 18.5 º (indicated by dotted elliptic).

After 8 weeks UV ageing, the height of these two peaks shows different increase in these four composites. For C-UF, it is found that the height of peaks at 25.3, 28.4 º are Indeed, the degree of crystallinity is found to increase through chemicrystalisation, which is caused by the rearrangement of the amorphous segments into crystalline phase during the degradation of PP by chain scission [START_REF] Islam | Influence of accelerated ageing on the physico-mechanical properties of alkali-treated industrial hemp fibre reinforced poly(lactic acid) (PLA) composites[END_REF]. This result illustrates the composites C-UF-MAH shows greater increase of crystallinity than C-FW.

Interestingly, the XRD pattern of C-FS was almost unchanged after 8 weeks ageing signifying UV radiation has less effect on the crystallinity of C-FS than that of C-FW Chapter 4. Ultraviolet ageing of the reinforced composites -120-and C-UF-MAH. But it doesn't mean that the UV radiation has no influence in the C-FS. In fact, the X-ray penetrated depth in polymer is almost 885 µm or larger [139].

But the photo-oxidized of composites is concentrated in a thin layer on the sample surface. Thus, the X-ray penetrated depth may be much larger than the photo-oxidized layer and can cover up the effect of composites degradation. Another explanation may be that the C-FS has a higher degree of crystallinity before UV radiation. As a result, there are few amorphous remained in composites for chemicrystalisation.

In figure 4-19c, the height of crystalline peak of cellulose I slightly decreased.

This may be ascribed to the degradation of cellulose. M.S. Islam [START_REF] Islam | Influence of accelerated ageing on the physico-mechanical properties of alkali-treated industrial hemp fibre reinforced poly(lactic acid) (PLA) composites[END_REF] also found the crystallinity of cellulose peak decreases in aged composites upon accelerated UV ageing.

UV/visible spectra

The UV/visible spectra of PP film (thickness, 0.08 mm) and C-FS films (with the thickness from 0.10 to 0.18 mm) are shown in figure 4-20. In figure4-20, the absorption range of neat PP is mainly below 250 nm. While the absorption range of composites is broader than that of neat PP. To the composites C-FS, the larger thickness, the composites film shows stronger absorbance. When the thickness increased to 0.18 mm, the absorbance achieved the maximum in the wavelength of 200 nm. It's suggested the UV radiation couldn't penetrate deeper into the composites interior above this thickness. Therefore, the presence of hemp fiber enhanced the UV absorption and played as a "shield", preventing the penetration of UV radiation into the deep region of composites. And likely neat PP, the UV degradation of composites is concentrated in a thin layer on the surface. Moreover, it's also found that the surface of C-FPAPS (Fig. 4-23e) is cracking much greater but C-FAPS (Fig. 4-24e) is much lighter than the C-FMPS (Fig. 4-22e).

Combining with our observation in figure 4-21, it's indicated that the white regions in digital photos are related to the surface cracks, larger whiting areas signifying greater cracks. However, for C-FPAPS, it's difficult to conclude that this greater cracking is caused by silane agent of PAPS. Because the more residual polysaccharide or hemicellulose in the reinforcing fiber F-PAPS may also accelerates the cracking of PP.

To the contrary, the silane agent of APS seems to be beneficial for retarding the cracking due to it can react with the maleic anhydride grafted in PP forming a stronger interfacial adhesion. With better compatibility of fiber and polymer matrix, the fiber shows nucleation ability and results in interfacial crystallization [START_REF] Zhou | Interfacial crystallization enhanced interfacial interaction of Poly (butylene succinate)/ramie fiber biocomposites using dopamine as a modifier[END_REF][START_REF] Pracella | Functionalization, compatibilization and properties of polypropylene composites with Hemp fibres[END_REF]. The crystalline location may play an important role in the cracking of the composites. From the surface morphology analysis, the C-FMPS shows nearly the same surface whitening or cracking like C-FS. It's indicated that the influence of MPS modification of fiber on the surface cracking could be neglected. In figure 4-28, the APS shows a small absorption peak of UV radiation. With our previous analysis, the primary amino -NH 2 of APS can react with the maleic anhydride, which can be grated onto PP to form a succinimide groups in C-FAPS [START_REF] Han | Effect of fiber surface modification with different functional groups silane agents on mechanical properties of hemps/polypropylene composites[END_REF]. Because of this stronger strength of interfacial adhesion, the mechanical properties of C-FAPS are better than those of the other three composites before UV exposure. This good interfacial adhesion may be also favorable to retard the UV ageing by preventing the crack formation in the interface region initially. As a result, the UV ageing has slightest influence on C-FAPS in these four composites.

The MPS solution shows an absorption peak at 256 nm indicating the UV radiation results in the degradation of MPS. And the generated radical groups promoted the degradation of interface and the fiber or PP around the fiber. In addition, the fracture strain of C-FMPS is higher than other three composites before UV ageing due to the ester and vinyl groups in MPS. Consequently, the degradation of MPS leads to the fracture strain of C-FMPS dramatically decreased. Comparing with the effects of fiber treatment (water/alkali) on the crystallization of composites (Fig. 4-18), it can be concluded that the fiber components have greater effect than the silane modification on the crystallization of PP composites in UV ageing.

Chapter 4. Ultraviolet ageing of the reinforced composites -133-

Conclusions

In this chapter, the effects of UV ageing on the composites matrix (PP) are investigated firstly. Then the effects of PP-g-MAH and fiber treatment (water or alkali treatment) on the UV ageing of the reinforced PP composites are studied. Finally, the effects of fiber modification (three silane agents MPS, PAPS and APS) are investigated.

The main conclusions obtained are listed in the follow.

The PP surface spontaneously cracks after 4 weeks UV ageing due to the surface densification caused by chemicalcrystallization. These cracks are perpendicular to the injection direction and develop both in size and frequency when prolonging the ageing time. The UV radiation leads to the PP chain scission forming carbonyl groups and the increase of crystallinity. The Young's modulus and fracture stress increased for up to 6

weeks UV ageing and then decreased. The fracture strain deceased dramatically after 4 weeks.

To the PP composites reinforced with hemp fiber, the cracks occur initially around the location of hemp fiber on composites surface. The presence of hemp fiber accelerates the degradation of PP around fiber, but prevents the further degradation of penetrated into the composites interior. As a result, the UV ageing of hemp fiber reinforced composites is concentrated in a thin layer on surface.

The improvement of interfacial strength by adding PP-g-MAH prevents the composites degradation for 2 weeks, but accelerated it in the following period. Using water or alkali treated fiber, especially alkali, could further retard the surface ageing (whitening and cracking) of PP composites. The degradation of fiber/matrix interface is one major reason for the decline of tensile properties. However, the fiber treatment didn't give obvious contribution to resist the decrease of tensile properties.

Silane agent has considerable effects on the UV resistance depending on the structure of functional group of silane and its compatibility with composites matrix.

Overall, the composites reinforced with APS modified fiber shows slower degradation 

Conclusions

With the increasing attentions on environment and sustainable development, natural planted fiber attracts more attentions as an alternative in replacing the artificial fiber due to its good mechanical properties and environmental benefits. Given the importance and ongoing research interests in this field, this thesis mainly focused on the chemical treatment of hemp fiber and the effects of these treatments on both the fiber and the reinforced PP composites.

In chapter 1, the fiber structure, components and mechanical properties are firstly introduced. To overcome the higher hydrophilicity of planted fiber and improve the interfacial adhesion of fiber/matrix, the generally used fiber treatments like corona, plasma, alkali treatment, silane treatment are then summarized. The reinforced polymer matrix is also presented in this chapter. Finally, the ageing of planted reinforced composites like humidity and ultraviolet ageing are introduced.

In chapter 2, alkali treatment causes the decomposition of hemp fiber by removal of partial hemicellulose and lignin. In contrast, water treatment effectively removes water-soluble polysaccharides on the surface of hemp fiber, while has no obvious damages in fiber structure. Due to the smooth surface and integrated structure of water treated fiber, the mechanical properties of PP composites obtained in this case are enhanced than the composites reinforced with untreated and alkali treated fiber. Thus, water treatment can be considered as an economic and environmental friendly alternative for natural fiber treatment.

Compared with alkali treatment, silane treatment has no significant effects on fiber structure but its functional group has great influence on the mechanical properties of the resulted composites. The fracture stress of composites reinforced by APS modified fiber is enhanced compared to other composites. This is because of the primary amino of APS could react with the maleic anhydride in PP-g-MAH and then form an amide covalent bond in the composite interface. Owing to the incompatibility In chapter 3, the humidity ageing and thermal ageing of hemp fiber reinforced PP composites are studied. Interestingly, the mechanical properties increase in the initial periods of humidity ageing due to the fiber swelling increased the interfacial pressure.

With the process of ageing, the absorbed water causes the degradation of both the interface of fiber/matrix and hemp fiber, which deteriorate the mechanical properties of the composites. The stronger interfacial adhesion of fiber/PP matrix effectively retards the decrease of the mechanical properties by inhibiting the water absorption of composites.

The fiber mainly swells along the radial direction. The presence of PP matrix can retard the water absorption, but fails to decrease the quantity of absorbed water of hemp fiber. The composites basically expand in the vertical injection direction (fiber distribution direction). The swelling stress is as large as 850 MPa at the beginning, and then decrease gradually to zero until achieving the maximum radial swelling ratio. The tensile properties of composites subjecting thermal ageing present similar tendencies like humidity ageing but be less affected.

In chapter 4, the surface whitening and cracking occur initially around the location of hemp fiber upon UV ageing. The presence of hemp fiber accelerates the degradation of PP around them, but prevents the further degradation of internal composites. Using water or alkali to treat fiber could retard the surface degradation of PP composites.

However, these treatments don't give obvious contribution to resist the decrease of tensile properties.

Silane agent has considerable effects on the resistance of UV degradation depending on the structure of silane and its compatibility with composites matrix.

Overall, the composites reinforced with APS modified fiber shows slower degradation

Chapter 5 Conclusions and perspectives -139-than the one reinforced by MPS or PAPS modified fiber due to the good interfacial strength. The aniline monomer in PAPS absorbs UV radiation greatly, which is favorable to the anti-UV degradation of composites. As a result, the fracture stress of the obtained composites was remains unchanged after 8 weeks ageing. Because of the degradation of MPS, the composites reinforced with MPS modified fiber exhibits the most decrease of fracture strain in these four composites.

Perspectives

This thesis utilized the water/alkali and three silane agents to treat the fiber, and studied the effects of these treatments on the hemp fiber and the reinforced PP composites, especially on the accelerated ageing of the reinforced composites. There are some works that can be done in the future study following this thesis:

1. The interfacial crystallization of these composites after the water, alkali and silane treatment of hemp fiber should be studied. Especially for the treatment of APS, the reaction of APS with maleic anhydride also needs to give further characterizations and the resulted interfacial crystallization of the composites C-TAPS should be investigated.

2. To calculate the swelling of the plant fibers reinforced composites, it is necessary to develop an analytical model or numerical model according to the mechanics of the interface. 5. The hydrophilicity of planted fiber is considered as one of the greatest drawback in reinforcing composites. To overcome that, it's required to develop more effective and green protocols in the treatment of fiber for the purpose of improving the hydrophobic properties without degradation of the fiber structure.

Introduction

De nos jours, les industriels respectent de plus en plus de l'environnement et du Comme la montre les figures 6-14, la section de cinq composites varie en fonction du temps. Nous avons également effectué un calcul théorique permettant de déterminer leurs sections à chaque l'instant selon la formule suivante: 

Traitements des fibres de chanvre et les composites renforcés
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Vieillissement aux UV des composites

Le vieillissement aux UV a été réalisé dans la même machine Atlas Suntest XXL pendant 8 semaines, selon la norme ISO 4892-2: Méthode A en utilisant les filtres de la lumière du jour (Altération artificielle), cycle 1. Les paramètres du vieillissement sont les suivants: haut débit (300 nm à 400 nm) 60±2 W•m -2 , température de noir-standard 65±3 ºC, l'humidité relative 50±10 %, la température de la chambre 38±3 ºC, 102 minutes sec et 18 minutes de l'eau pulvérisée. La lignine, comme un constituant principal de la fibre de chanvre, absorbe plus UV/visible en raison de l'existence de deux groupes chromophores [17,[START_REF] Zhang | Study on division of natural bamboo fibers by steam explosion[END_REF]. Elle est principalement sur la surface des fibres, couvrant les micros fibrilles de cellulose [START_REF] Law | Fibre development in thermomechanical pulping: Comparison between black spruce and jack pine[END_REF].

Donc, il est normal que la matrice PP autour des fibres puisse absorber plus de rayonnement que les autres régions. En outre, la dégradation des fibres durant le vieillissement produit des groupes chromophores supplémentaires et favorise donc la dégradation de PP. Le gonflement de fibres et de l'eau absorbée peuvent aussi dégrader les fibres autour de PP en raison de la réaction chimique accélérée par l'oxydation et facilitant la pénétration de la lumière [16]. Par conséquent, nous pensons que la dégradation du PP se produit initialement autour des fibres, la présence de fibres accélère la photo-dégradation du PP. 

Conclusions & perspectives

Étant donné l'importance et les intérêts de recherche en cours dans ce domaine, cette thèse est principalement axée sur le traitement chimique des fibres de chanvre et sur des effets de ces traitements sur les propriétés mécaniques des composites PP renforcés. Ecole Doctorale "Sciences et Technologies"
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  'utilisation des fibres végétales dans les polymères composites suscite de nombreuses investigations. Avant de mélanger les fibres végétales avec le polymère, un traitement chimique peut être effectué permettant de réduire l'hydrophilicité des fibres et d'améliorer l'adhérence à l'interface fibre/matrice. Dans cette thèse, l'eau et l'alcali sont utilisés d'abord pour traiter les fibres de chanvre, puis trois agents silane : 3-(triméthoxysilyl)propyl méthacrylate (MPS), N-[3-(triméthoxysilyl)propyl] aniline (PAPS) et (3-Aminopropyl)-triéthoxysilane (APS), sont utilisés pour modifier plus ou moins la surface des fibres de chanvre. Ces fibres traitées ou modifiées sont ensuite mélangées avec le polypropylène (PP) pour la fabrication des composites. Les effets de ces différents traitements sur la structure, les composants et l'hydrophilicité des fibres, et les propriétés mécaniques de ces composites sont mis en évidence. Nous avons étudié ensuite l'effet de vieillissement sur leurs comportements mécaniques, notamment l'humidité, la température et le rayonnement ultraviolet. Les résultats ont montré que le traitement de fibres par l'eau et l'alcali a des effets considérables sur la structure de fibres, les propriétés mécaniques et la durabilité des composites renforcés. La modification par l'agent de silane a une influence moins importante sur la structure des fibres, pourtant son groupe fonctionnel a une influence significative sur les propriétés mécaniques et la résistance au vieillissement des composites renforcés.

of 3 -

 3 (Trimethoxysilyl)propyl methacrylate (MPS), N-propyl] -aniline (PAPS) and (3-Aminopropyl)-triethoxysilane (APS). Then, these treated fibers are blended respectively with polypropylene (PP) to manufacture hemp fiber reinforced composites. Maleic anhydride grafted polypropylene (PP-g-MAH) is used as compatibilizer to improve the interfacial adhesion of hemp fiber with PP matrix. The effects of these treatments on fiber structure/components and the reinforced composites are studied by various technics, such as scanning electron microscopy (SEM), fourier transform infrared spectroscopy (FTIR), moisture analysis, differential scanning calorimetry (DSC), X-ray diffraction (XRD) and tensile tests.
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 11 Fig. 1-1 Structure of natural fiber cell [8].

  Fig. 1-2 Lignocellulosic fibers in Ashby chart [9].
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 13 Fig. 1-3 Schematic of the fiber constituents that absorb moisture [8].
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 15 Fig. 1-5 Model of the structure of softwood lignin showing two chromophoric groups (A and B) [116].
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 21 Fig. 2-1 Chemical structure of silane agent MPS, PAPS and APS.

Fig. 2 -

 2 Fig. 2-5 SEM morphology of hemp fiber (a) untreated fiber; (b) fiber treated with alkali;

Fig. 2 -

 2 Fig. 2-6 ATR-FTIR spectra of hemp fiber.

Chapter 2 .

 2 Fig. 2-7 DSC results of hemp fiber after different treatments. A close-up of lower temperature spectra were illustrated in the upper-left inset.

figure 2 - 8 . 7 Chapter 2 .

 2872 figure 2-8. In figure 2-8, the patterns of all these three fibers exhibited an intense peak at around 2θ = 22°, assigned to the crystal plane (002) of cellulose I. These results

Chapter 2 .

 2 Fig. 2-9 SEM micrographs of hemp fiber: (a), alkali treated; (b), F-TMPS; (c), F-TPAPS; (d), F-TAPS.

Chapter 2 .

 2 Fig. 2-10 FTIR (3700-500 cm -1 ) spectra of: F-TS; MPS; F-TMPS, PAPS; F-TPAPS; APS; F-TAPS.

2. 5 . 1 .

 51 Mechanical propertiesPP-g-MAH is an efficient coupling agent in improving the interfacial adhesion of the composites. Compared with the complicated of fiber treatment process, PP-g-MAH can be easily blended with polymer in extrusion of the composites. Thus, the effects of PP-g-MAH on the PP matrix (neat PP) and the fiber reinforced composites are studied firstly.

Figure 2 -

 2 Figure 2-11 shows the mechanical properties of composite C-UF, C-UF-MAH, neat PP and PP blended with PP-g-MAH (PP-MAH). By the addition of compatibilizer PP-g-MAH, the Young's modulus of PP is almost unchanged, but the fracture stress slightly decreased from 21.0 MPa (PP) to 17.3 MPa (PP-MAH). At the same time, it's observed that the fracture strain increased from 367.3 % (PP) to 518.2 % (PP-MAH). PP-g-MAH is one kind of compatibilizer fabricated by grafting a low molecule of maleic anhydride (MAH) to long PP chains. These grafted MAH will decrease the

Chapter 2 .

 2 Fig. 2-11 Mechanical properties of composites (a) Young's modulus; (b) Fracture stress;

Figure 2 -

 2 Figure 2-12 shows the SEM micrographs of composites fracture section of C-UF and C-UF-MAH. In figure 2-12a, the fiber is completely pulled out from the PP matrix because of the poor interfacial adhesion (point out by white arrows). To the contrary, in figure 2-12b, the fiber is completely fractured (as indicated by white ellipse and arrow).It's indicated that the PP-g-MAH significantly improved the interfacial adhesion strength of hemp fiber/PP matrix. The tensile force could successfully transfers from PP matrix to fiber leading to the improvement of composite mechanical properties.

2. 6 . 1 .

 61 Mechanical propertiesThe tensile test results of the composites reinforced by water or alkali treated fiber are shown in figure 2-14. PP composites reinforced with untreated fiber (C-UF-MAH) was used as the control sample. Overall, the mechanical properties of C-FW are obviously enhanced compared to the other two samples. For the control sample with Chapter 2. Hemp fiber treatments and the reinforced composites -54-untreated fiber (C-UF-MAH), Young's modulus, fracture stress and fracture strain is 3.66 GPa, 39.81 MPa and 3.70 %, respectively. Meanwhile, the fracture stress and fracture strain of C-FS are nearly unchanged, while the Young's modulus is decreased by 7.92 % when compared to the control sample. Interestingly, treating fiber with water obviously improves the composites mechanical properties: Young's modulus, fracture stress and fracture strain increased by 3.66 %, 7.86 % and 14.6 %, respectively, comparing to the control sample of C-UF-MAH (Fig.2-14a-c).

Fig. 2 -

 2 Fig. 2-14 Mechanical properties of composites (a) Young's modulus; (b) Fracture stress; (c) Fracture strains. It seems that the aggressive alkali treatment would result in the potential degradation of fiber structures leading to the deterioration of mechanical properties of the obtained polymer composites.

Fig. 2 -

 2 Fig. 2-15 SEM micrographs of composites fracture section (a), C-UF-MAH (untreated fiber); (b), C-FS (alkali treated fiber); (c), C-FW (water treated fiber).

Figure 2 -Fig. 2 -

 22 Figure 2-16 presents the schematic diagrams of internal structure of compositesreinforced by untreated, water treated and alkali treated hemp fiber. For the C-UF-MAH, the waxes, polysaccharide and others existences on fiber surface prevent the well connection between matrix and fiber, which decreases the interfacial adhesion strength. For the C-FS, the original elementary fiber structure is partly destroyed after aggressive alkali treatment by removing certain constituents of hemicellulose and lignin. For example, the fissures observed in elementary fiber (Fig.2-5b) may form

2. 7 . 1 .

 71 Mechanical propertiesThe tensile tests results of PP composites reinforced by hemp fiber modified respectively by the silane of MPS, PAPS and APS are shown in figure2-17. In figure2-17a, the Young's modulus of composites slightly enhanced with the modification of all these three silane agents. In figure2-17b, the fracture stress decreased from 38.9 MPa (C-FS) to 37.3 MPa (C-TPAPS) after the modification of PAPS. While, after the modification of APS, the fracture stress increased to 41.8 MPa (C-TAPS). It's reported the amino could react with anhydride to form amide covalent bond[START_REF] Hu | Amidification of poly(styrene-co-maleic anhydride) with amines in tetrahydrofuran solution: A kinetic study[END_REF].The difference is only the primary amino -NH 2 of APS can react with maleic Chapter 2. Hemp fiber treatments and the reinforced composites -57-anhydride grafted in PP to form amide covalent bond (Fig.2-18). Due to this stronger covalent bond, the liaison strength between the fiber and matrix increases effectively and thus the mechanical properties of C-TAPS enhanced. However, the secondary amino -NH bearing in benzene rings of PAPS didn't react with maleic anhydride. In addition, benzene rings in PAPS have worse compatibility with either maleic anhydride or PP. As a result, the fracture stress decreased after the modification of PAPS. To the composite C-TMPS, the existences of ester and vinyl groups in MPS can form hydrogen bonds with PP matrix, which are beneficial to the increase of fracture strain due to the chain slips between MPS and PP. Therefore, the fracture strain increased from 3.90 % (C-FS) to 4.51% (C-TMPS).
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 25822592 Fig. 2-17 Mechanical properties of C-TS, C-TMPS, C-TPAPS and C-TAPS: (a) Young's modulus; (b) Fracture stress; (c) Fracture strains.
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  fiber reinforced PP composites, especially the effects of fiber treatment and interfacial adhesion on the ageing of composites. Firstly, the humidity ageing of composites C-UF, C-UF-MAH, C-FW, C-FS and C-FAPS were performed. The effects of humidity ageing on mechanical properties and weight gains of composites are discussed. And the fracture sections of composites after tensile tests are observed. Then, we studied the swelling behavior including the swelling direction and ratio of both elementary hemp fiber and the reinforced composites. In addition, we calculated the swelling force of elementary hemp fiber by in the light of the free energy function based on the Flory-Rehner theory. Finally, we studied the effects of accelerated thermal ageing on Chapter 3 Humidity ageing and thermal ageing of the reinforced composites -64-the mechanical properties of composites C-UF, C-UF-MAH, C-FW, C-FS, C-FAPS C-FS, C-FMPS, C-FPAPS and C-FAPS.

0M.

  These dried specimens were then completely immersed in distilled water. For each 5-7 days, specimen's weight was measured after wiping the water on specimen's surface, noted as t M . The weight increase of specimens should equal to the weight of absorbed water 2

  test results of composites C-UF, C-UF-MAH, C-FW, C-FS and C-FAPS up to 8 weeks humidity ageing are shown in figure 3-1. The tensile properties of these composites were affected considerably by humidity ageing. Interestingly, it's observed that Young's modulus increased significantly in initial ageing process. In figure 3-1a, Young's modulus increased of 24.3 % (C-UF, 4 weeks), 19.2 % (C-UF-MAH, 6 weeks), 21.7 % (C-FW, 8 weeks), 28.2 % (C-FS, 6 weeks) and 23.5 % (C-FAPS, 6 weeks). The fracture stress also enhanced slightly of 6.5 % (C-UF, 4 weeks), 1.6 % (C-FW, 4 weeks) and 4.1 % (C-FS, 6 weeks).

Chapter 3 66 -Fig. 3 - 1

 36631 Fig. 3-1 Tensile test results of composites C-UF, C-UF-MAH, C-FW, C-FS and C-FAPS for 8 weeks humidity ageing: (a), Young's modulus; (b), Fracture stress; (c), Fracture strain.After 8 weeks humidity ageing, the fracture stress decreased of 1.1 % (C-UF), 11.3 % (C-UF-MAH), 2.6 % (C-FW), 1.4 % (C-FS) and 2.9 % (C-FAPS). For C-UF, due to the weak interfacial adhesion before ageing, it's not surprised that there are no obvious diminution of fracture stress caused by the interface degradation. For C-UF-MAH, although PP-g-MAH has effectively improved the interfacial adhesion strength, the untreated fiber in C-UF-MAH is covered with a layer of water-soluble polysaccharide, which is sensitive to water. With the water penetrated into the interface of fiber/matrix, this polysaccharide begins to decompose causing the interface debonding and weakening. Therefore, the fracture stress of C-UF-MAH has an evident decrease of 11.3 %. In contrast, after water or alkali treatment of hemp fiber, the water-soluble

Figure 3 -Fig. 3 - 2

 332 Figure3-2 shows the water uptake of composites at room temperature. From figure 3-2, it's found that the weight of each composite increased initially, followed by saturation or an equilibrium state indicated by a plateau region. The higher water uptake is observed in C-UF (3.9 %), which is reinforced with untreated fiber and has a poor interfacial adhesion. With the addition of PP-g-MAH, C-UF-MAH exhibits a lower water absorption value (2.4 %) indicating that the improvement of interfacial adhesion could reduce the amount of water uptake. Furthermore, the water uptake of composites C-FW and C-FS are 1.1 % and 0.9 %, respectively. It illustrates that the water and alkali treatment is further beneficial to reduce the water uptake of composites. Even though alkali treatment shows more effective than water treatment in reducing the moisture of

Chapter 3

 3 Fig. 3-3 Moisture of hemp fiber F-UT (untreated), F-TW (water treated), F-TS (alkali treated) and F-TAPS (alkali and APS treated).

Chapter 3

 3 Fig. 3-4 SEM micrographs of composite fracture surface after 8 weeks humidity ageing: (a), C-UF; (b), C-UF-MAH; (c), C-FW; (d), C-FS; (e), C-FAPS.

Figure 3 -

 3 Figure 3-5 presents the schematic illustration of elementary hemp fiber swelling

Fig. 3 - 5

 35 Fig. 3-5 Schematic illustration of elementary hemp fiber subjects to swelling. The present study assumes that the fiber only stretched along radial direction. After

V is the composite volume after time t and 0 cV is the composite volume Chapter 3

 03 Humidity ageing and thermal ageing of the reinforced composites -73-before humidity ageing. Thus, the cross-section area increase of specimens (%) c t s should equal to the increased volume:

- 6 )Fig. 3 - 6

 636 Fig.3-6 Schematic illustration of composites specimens subject to swelling. The present study assumes that the fiber orients along the injection direction and swells only in the fiber radial direction. Thus, the composites expands in specimens cross-section with S t (%) = [(S t -S 0 ) / S 0 ] × 100 %, no expansion in fiber oriented direction.

Fig. 3 - 7

 37 Fig. 3-7 Weight gains (a) and radius swelling (b) of elementary hemp fiber.

- 10 )Fig. 3 - 9

 1039 Fig. 3-9 Weight gains of composites C-UF and the calculated values from weight gains of elementary fiber.

Figure 3 - 79 -Fig. 3 -

 3793 Figure 3-10 presents the cross-section swelling of specimens in the humidity ageing (scatter) and the calculated cross-section swelling from the composites weight gains (red line).

Chapter 3 81 -Fig. 3 -

 3813 Fig. 3-11 Swelling ratios of composites specimens, C-UF, C-UF-MAH, C-FW, C-FS and C-FAPS in the direction of width and thickness.It's not surprising to observe the swelling ratio in width and thickness direction like this. As shown in figure3-12, the fiber shows isotropic swelling, thus the cross-section of composites in the width and thickness direction will show the same swelling quantity. Because of the initial width and thickness is 10 mm and 4 mm, therefore the increase ratio has an inversely proportion to the initial dimension of composites specimens.

Chapter 3 82 -Fig. 3 -

 3823 Fig. 3-12 Schematic diagrams of composite specimens.

  theories have been conducted during the past decades[151][START_REF] Tsai | Swelling Induced Finite Strain Flexure in a Rectangular Block of an Isotropic Elastic Material[END_REF][START_REF] Dolbow | Chemically induced swelling of hydrogels[END_REF][START_REF] Durning | Nonlinear swelling of polymer gels[END_REF]. Most of them are based on the equilibrium state, which is achieved by a minimum of the Gibbs free energy (thermodynamic and kinetics). The theory used in the gel swelling is generally Chapter 3 Humidity ageing and thermal ageing of the reinforced composites -83-divided into nonlinear or linear swelling theory. Both of them have been used to describe or predict the swelling kinetics of polymer gels under various conditions.

Figure 3 - 86 -Fig. 3 -

 3863 Fig. 3-14 Swelling force of elementary hemp fiber as function of radial stretch: (a), distribution of the number of monomers per polymer chain; (b), distribution of the mixing entropy of water molecule with hemp fiber.

Figure 3 -

 3 Figure 3-14a shows the effects of numbers of monomers per polymer chain ( n ) on the radial stress. With the increase of n from 100 to 100000, the stress-swelling curves are nearly unchanged. Figure 3-14b plots the distribution of mixture entropy  . The mixture entropy has distinct effects on the radial stress. With larger mixture entropy value, fiber show lower radial swelling ratio. If we take the value  = 1.708, the radial swelling ratio corresponds to the measured swelling ratio (5.6 %) of elementary fiber. The swelling stress is as large as 850 MPa at the beginning, and then decreases as asymptotic curves to zero until achieving the maximum radial swelling ratio.

Fig. 3 -

 3 Fig. 3-15 Tensile test results of composites C-UF, C-UF-MAH, C-FW and C-FS: (a), Young's modulus; (b), fracture stress; (c), fracture strain.

Fig. 3 -

 3 Fig. 3-16 Tensile test results of composites C-FS, C-FMPS, C-FPAPS and C-FAPS: (a), Young's modulus; (b), fracture stress; (c), fracture strain.

Chapter 3

 3 Humidity ageing and thermal ageing of the reinforced composites -91-mechanical properties of composites. The stronger interfacial adhesion of fiber/PP matrix effectively inhibits the water absorption of composites and thus retards the decrease of composite mechanical properties. The addition of PP-g-MAH and water treatment of hemp fiber gives much contribution to the water resistance of composites.However, alkali treatment and silane modification have almost no additional contribution to improve the water resistance of composites.
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 4 Ultraviolet ageing of the reinforced composites -95-

Chapter 4 .

 4 Ultraviolet ageing of the reinforced composites -96-of ATR crystals is diamond. And the penetration depth in the sample is 1.66 μm, indicated by the operation manual of PerkinElmer.

Figure 4 -

 4 Figure 4-1 illustrates the micrographic photos of neat PP after 8 weeks UV ageing.

Chapter 4 . 97 -Fig. 4 - 1

 49741 Fig. 4-1 Microscopy photos of neat PP after 8 weeks UV ageing, (a), Χ 20; (b), Χ 200.
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 49842 Figure 4-2 shows the development of cracks on PP surface after UV radiation. Even though after 2 weeks, there are no obvious cracks on PP surface (Fig. 4-2a). While after 4 weeks (Fig. 4-2b), numerous cracks on PP surface are clearly observed. With the process of chemical crystallization, the spontaneous cracks well developed. From figure 4-2c and d, it's found the distance between cracks is significantly increased (indicated by white arrow). The surface cracking is preferential to the photo-oxidation of PP by providing a pathway for the oxygen diffusing deeper into the interior of PP [164].

Chapter 4 .Fig. 4 - 3

 443 Fig. 4-3 Tensile test results of PP subject up to 8 weeks UV ageing: (a), Young's modulus; (b), Fracture stress; (c), Fracture strain.

Chapter 4 .

 4 Ultraviolet ageing of the reinforced composites -100-independent crystallites produced by chemical-crystallization are essentially responsible for the loss of mechanical properties.

Chapter 4 .

 4 Fig. 4-4 FTIR spectra of PP before and after up to 8 weeks UV ageing: (a), FTIR spectra; (b), Carbonyl index.The carbonyl index of PP is shown in figure4-4b. Carbonyl index is taken as the relative areas under the carbonyl peak and a reference peak. To avoid the influence of the degradation and crystallinity of PP, the peak at 2720 cm -1 was chosen as the reference peak, which is associated with CH bending and CH 3 stretching[START_REF] Rabello | The role of physical structure and morphology in the photodegradation behaviour of polypropylene[END_REF]. In figure 4-4b, the carbonyl index increases progressively from around 0 up to a plateau region of almost 33. Carbonyl index also distributes along the depth of PP sample. The carbonyl index decreases sharply from surface to core. And with the increase of radiation time, it shows a decrease of sequence steps (Fig. 4-5) [168].

Fig. 4 - 5

 45 Fig. 4-5 Schematization of the mechanism of oxidized layer growth in the case of auto-accelerated oxidation, times of radiation: t1 < t2 < t3 < t4 [168].

Figure 4 -

 4 Figure 4-6 shows that the position of the diffraction peak of PP remains the same after UV ageing, however, the height of peak and the amorphous background is varied.
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 4 Ultraviolet ageing of the reinforced composites -102-

Fig. 4 -

 4 Fig. 4-6 XRD patterns of PP without and after 8 weeks UV ageing.
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Figure 4 -

 4 Figure 4-7 displays the photos of composites C-UF, C-UF-MAH, C-FW and C-FS
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 41044748 Fig. 4-7 Photos of composites C-UF, C-UF-MAH, C-FW and C-FS subject UV ageing from 2 to 8 weeks.

Chapter 4 . 105 -Fig. 4 - 8 Figure 4 -

 4105484 Fig. 4-8 Micrographic images of specimens' surface of composites C-UF, C-UF-MAH, C-FW and C-FS subject UV radiation from 2 to 8 weeks.

From figure 4 -

 4 10~12, the degradation process of composites C-UF-MAH, C-FW and C-FS is similar like that of C-UF. Besides this, it is observed that the degradation rate of fiber/matrix and PP matrix in C-UF-MAH, C-FW and C-FS is much less than C-UF.When comparing C-UF (Fig.4-9a) and C-UF-MAH (Fig.4-10a), it has been found that the fractured area of C-UF-MAH is smaller than that of C-UF. Moreover, even though after 4 weeks ageing, most regions of the interface of C-UF-MAH still well connected (Fig.4-10d). However, after 2 weeks radiation, the interface of C-UF is degraded completely. It's because that the addition of PP-g-MAH could significantly improve the interfacial strength of fiber/matrix. The distance between cracks in C-UF-MAH (Fig.4-10g, h) is also much less than in C-UF (Fig.4-9g, h) after 8 weeks Chapter 4. Ultraviolet ageing of the reinforced composites -107-

Chapter 4 .

 4 Fig. 4-9 SEM images of C-UF surface subject in different UV ageing time: (a, b), 2 weeks; (c, d), 4 weeks; (e, f), 6 weeks; (g, h), 8 weeks.

Chapter 4 .Fig. 4 -

 44 Fig. 4-10 SEM images of C-UF-MAH surface subject in different UV ageing time: (a, b), 2 weeks; (c, d), 4 weeks; (e, f), 6 weeks; (g, h), 8 weeks.

Chapter 4 .Fig. 4 -

 44 Fig. 4-11 SEM images of C-FW surface subject in different UV ageing time: (a, b), 2 weeks; (c, d), 4 weeks; (e, f), 6 weeks; (g, h), 8 weeks.
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 4444 Fig. 4-12 SEM images of C-FS surface subject in different UV ageing time: (a, b), 2 weeks; (c, d), 4 weeks; (e, f), 6 weeks; (g, h), 8 weeks.

Chapter 4 .Fig. 4 -

 44 Fig. 4-14 Surface morphology of composites C-FS subjects 2 weeks UV radiation.

Figure 4 -

 4 Figure4-15 presents the crack locations in the initial UV ageing (2 weeks). On the composites surface, the cracks could occur in the "smooth" region (indicated by white elliptic in Fig.4-15a) and in the protruding edges (Fig.4-15b, c and d). L. Ogier et al.[START_REF] Ogier | Influence of morphology and surface preparation on the weatherability of polypropylene[END_REF] reported that the machine marks (rough surface) provides sites for

Chapter 4 .Fig. 4 -

 44 Fig. 4-15 Surface cracks of composites (a, b), C-UF-MAH; and (c, d), C-FAPS after 2 weeks UV ageing. The cracks in PP surface and in the composites surface are compared in figure 4-16. With the absence of obstacle (hemp fiber), the PP surface degraded uniformly
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 41154 Fig. 4-16 Surface cracks of (a) PP after 4 weeks and (b) C-FAPS after 2 weeks.
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 41164 Fig. 4-17 Mechanical properties of composites C-UF, C-UF-MAH, C-FW and C-FS subject UV ageing: (a), Young's modulus; (b), Fracture stress; (c), Fracture strain.In figure4-17b, all these four composites display a progressively decrease of fracture stress with the UV ageing except C-UF, which nearly unchanged after 8 weeks ageing. While the fracture stress of C-UF-MAH, C-FW and C-FS decreased respectively of 13.0, 10.6 and 9.1 % after 8 weeks. When comparing the decrease of C-UF and C-UF-MAH, it is found that the degradation of fiber/matrix interface is one major reason for the decline of tensile properties.In figure4-17c, after 8 weeks, C-FW shows the greatest deterioration of fracture strain namely 31.2 % in these four composites. For other composites, their fracture strain decreased of 22.8 % (C-UF), 18.8 % (C-UF-MAH) and 23.0 % (FS), respectively.
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  -18, the carbonyl index of C-FW and C-FS nearly share the same tendency during all UV ageing. While the carbonyl index of C-UF-MAH increases more rapid than C-FW and C-FS but finally reaches the same level with them. It can be explained like that the containing of polysaccharide on the surface of untreated fiber may easily degrade producing more carbonyl groups and further facilitating the degradation of PP to form carbonyl groups.

Chapter 4 .

 4 Fig. 4-18 Carbonyl index of composites C-UF, C-UF-MAH, C-FW and C-FS subject up to 8 weeks UV ageing.

Chapter 4 .

 4 Ultraviolet ageing of the reinforced composites -119-also significantly increased (Fig.4-19a). However, it's difficult to conclude that the crystallinity of C-UF increased because the height of amorphous phase of PP matrix in valley near 2θ = 20 º (indicated by black arrow) increased at the same time. In contrary, it's clearly observed that the degree of crystallinity increased in composites C-UF-MAH and C-FW (Fig.4-19 b and c). In addition, the increase of the former one is much larger than the later one.

Fig. 4 -

 4 Fig. 4-19 XRD patterns of composites before and after 8 weeks UV ageing: (a), C-UF; (b), C-UF-MAH; (c), C-FW; (d), C-FS.
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 41214 Fig. 4-20 UV/visible spectra of PP film and C-FS films. The photos of these films are inserted in this figure.

4. 4 . 4 . 4 . 1 .Fig. 4 -

 44414 Fig. 4-21 Specimens' photos of composites C-FS, C-FMPS, C-FPAPS and C-FAPS, exposure from 2 to 8 weeks UV ageing.
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 412344 Fig. 4-22 Microscopy images (magnified by 200 times) of composites C-FS, C-FMPS, C-FPAPS and C-FAPS, exposure from 2 to 8 weeks UV ageing.
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Fig. 4 -

 4 Fig. 4-23 SEM images of C-FMPS surface subject in different UV ageing time: (a, b), 2 weeks; (c, d), 4 weeks; (e, f), 6 weeks; (g, h), 8 weeks.

Chapter 4 .Fig. 4 -

 44 Fig. 4-24 SEM images of C-FPAPS surface subject in different UV ageing time: (a, b), 2 weeks; (c, d), 4 weeks; (e, f), 6 weeks; (g, h), 8 weeks.
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 444 Fig. 4-25 SEM images of C-FAPS surface subject in different UV ageing time: (a, b), 2 weeks; (c, d), 4 weeks; (e, f), 6 weeks; (g, h), 8 weeks.

Fig. 4 -

 4 Fig. 4-26 Mechanical properties of composites C-FS, C-FMPS, C-FPAPS and C-FAPS subject up to 8 weeks UV ageing: (a) Young's modulus; (b) Fracture stress; (c) Fracture strains.The fracture stress of composites is shown in figure4-26b. After 8 weeks, the fracture stress of C-FAPS decreased of 5.3 %, which is lower than the decrease of C-FS (9.1 %) and C-FMPS (8.8 %). Interestingly, the fracture stress of C-FPAPS increased of 6.8 % after 2 weeks. And then after 8 weeks, it decreased to nearly the value before

Figure 4 - 4 . 4 . 5 .

 4445 Figure 4-26c presents the fracture strain of composites. The fracture strain of composites decreased dramatically except that of C-FAPS. After 8 weeks, the fracture strain of C-FMPS shows greatly decreased of 35.2 %, which is much more than the decrease of C-FS (23.0 %) and C-FPAPS (27.1 %). However, C-FAPS exhibits the lowest decrease of 8.0 %. Based on these tensile test results, the treatment of fiber by different silane agent has considerable influences on the mechanical properties of PP composites in UV ageing. Overall, C-FMPS shows the greatest decrease of fracture strain of 35.2 % after 8 weeks ageing. The fracture stress of C-FPAPS varied slightly compared with the unaged one after 8 weeks ageing. And C-FAPS exhibits the least influence than other three composites by UV radiation, which is also confirmed by the surface whitening in figure 4-21. In order to elucidate the specific mechanism, further characterizations of composites have been conducted.

Chapter 4 .Figure 4 -Chapter 4 . 131 -Fig. 4 -

 4441314 Fig. 4-27 Carbonyl index of C-FS, C-FMPS, C-FPAPS and C-FAPS exposed up to 8 weeks UV ageing.
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 4132447 Ultraviolet ageing of the reinforced composites -XRD patterns The XRD patterns of C-FS, C-FMPS, C-FPAPS and C-FAPS exposed up to 8 weeks UV ageing are shown in figure 4-29. Similar to the C-FS, all these three silane modification of hemp fiber has no obvious changes in the height of diffraction peaks. It's only observed the peak of cellulose I degraded in C-FMPS and C-FPAPS. It's seemed that the crystallinity almost keeps stable after alkali treated hemp fiber whether in weak (C-FPAPS) or stronger interfacial adhesion (C-FAPS).

Fig. 4 -

 4 Fig. 4-29 XRD patterns of unexposed composites and exposed up to 8 weeks UV ageing: (a), C-FS; (b), C-FMPS; (c), C-FPAPS and (d), C-FAPS.
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 455113725 Ultraviolet ageing of the reinforced composites -134-than other composites since APS nearly absorbs no UV radiation and its good compatibility with PP matrix leading to stronger interfacial adhesion. The interface degradation of composites is inhibited owing to the great absorption of UV radiation via the aniline monomer in PAPS. The fracture stress of the obtained composites(C-FPAPS) shows no loss after 8 weeks ageing. Because of the degradation of MPS, the composites reinforced with MPS modified fiber exhibits the largest decreasing of fracture strain in these four composites. Conclusions............................................................................................................... Perspectives .............................................................................................................. 139 Conclusions and perspectives -137-

Chapter 5

 5 Conclusions and perspectives-138-of aniline with propylene, PAPS modification of fiber decreases the fracture stress of the composites. The existences of ester and vinyl groups in MPS are beneficial to increase the fracture strain of the composites.

3 .

 3 The UV degradation of the composites is concentrated on the surface layer at the beginning of UV ageing. The depth of the degradation layer should be studied by surface polishing and XRD. Hence, the degradation depth can be distinguished between the composites reinforced by various fiber treatments in this thesis.4. The mechanism of UV degradation of the composites should be further studied, like the UV degradation firstly occurs in the fiber or in the matrix? The effects Chapter 5 Conclusions and perspectives -140-of water absorption on the UV degradation of the composites? The agent of anti-UV or stabilizer should be added into the fiber or into the polymer matrix?

  développement durable. Les composites renforcés par les fibres végétales (souvent nommées agro-fibres) comme le chanvre, le lin et le jute...etc., attirent de nombreuses attentions en raison de leurs bonnes propriétés mécaniques et de leurs avantages environnementaux. Comparé avec les fibres de verre et de carbone, les fibres végétales ont une faible densité, bonnes propriétés mécaniques et surtout peuvent neutraliser l'anhydride carbonique dans leur processus de végétation[1].Cependant, il y a également de nombreux défis lorsque ces fibres végétales sont utilisées dans les composites à base de polymère, tels que la variabilité des espèces, le caractère hydrophile, la faible température de décomposition et la faible adhérence à l'interface fibre/matrice. En raison de l'existence des riches groupes d'hydroxyle, les fibres végétales sont souvent incompatibles avec la plupart des polymères hydrophobes[2]. L'hydrophilie affecte également la stabilité dimensionnelle des matériaux composites. En outre, le caractère hydrophile induit une faible adhérence d'interface fibre/matrice et ainsi une baisse importante des propriétés mécaniques des composites renforcés.Le traitement physique ou chimique des fibres végétales est une méthode très efficace pour diminuer l'hydrophilie des fibres et permet d'améliorer l'adhérence à l'interface fibre/matrice. Le traitement chimique peut réduire les propriétés hydrophiles par élimination des groupes hydroxyles (hémicellulose) et améliorer donc la compatibilité avec la matrice de polymère en greffant des groupes fonctionnels à la surface des fibres. Il existe différents traitements chimiques dans les littératures, on peut citer l'alcali, le silane, l'acétylation et la benzoylation…etc.[3]. Le principe d'amélioration des propriétés des fibres et les effets sur leur structure sont différents, en fonction de l'agent chimique, de la procédure de traitement, de la structure des fibres et Chapter 6. Résumé en français -144-du polymère renforcé. Ces traitements peuvent aussi avoir une grande influence sur la résistance au vieillissement des composites. Parmi ces traitements chimiques, l'alcali est l'un des agents chimiques le plus populaire car il pourra réduire efficacement des groupes hydroxyles dans la zone amorphe des fibers [4-9]. L'agent de silane a été également largement utilisé dans le traitement des fibres artificielles grâce à son petit prix, à son simple processus de modification et à sa structure variable, ayant une bonne compatibilité avec différentes matrices en polymère. Dans cette thèse, l'eau et l'alcali sont d'abord choisis pour traiter les fibres de chanvre, puis trois agents silane: 3-(triméthoxysilyl) propyl méthacrylate (MPS), N-[3-(triméthoxysilyl)propyl] aniline (PAPS) et (3-Aminopropyl)-triéthoxysilane (APS) (Fig. 6-1), sont utilisés pour modifier la surface des fibres. Ces fibres traitées ou modifiées sont ensuite mélangées respectivement avec le polypropylène (PP) pour la fabrication de composite. Les effets de ces différents traitements sur la structure des fibres, les compositions, l'hydrophilie des fibres et les propriétés mécaniques des composites sont étudiés. Nous avons également effectué les vieillissements accélérés des composites, notamment à l'humidité, en température et aux ultraviolets afin de pouvoir comparer les propriétés mécaniques avant et après le vieillissement.

Fig. 6 - 1

 61 Fig. 6-1 Structure chimique de l'agent silane MPS, PAPS et APS
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 62614763 Fig. 6-2 Schéma de processus des traitements des fibres de chanvre

Fig. 6 - 5 Fibre 3 .

 653 Fig. 6-5 Observation par MEB des fibres de chanvre: (a) fibre traitée par l'alcali; (b) F-TMPS; (c) F-TPAPS; (d), F-TAPS

Fig. 6 - 6

 66 Fig. 6-6 Spectres FTIR de F-TS (Fibre traitées par l'alcali); MPS; F-TMPS, PAPS; F-TPAPS; APS; F-TAPS (3700-500 cm -1 )
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 676815669 Fig. 6-7 Propriétés mécaniques des composites (a) Module d'Young; (b) Contrainte à la rupture; (c) Déformation à la rupture Les figures 6-8 schématisent la structure interne des composites renforcés par les fibres non traitées, traitées par l'eau et par l'alcali. Pour le composite non traité C-UF-MAH, la cire, les polysaccharides et les autres composants existent en surface des fibres, diminuent la force d'adhérence à l'interface fibre/matrice, empêchant ainsi la bonne adhésion entre elles. Pour le C-FS, la structure de la fibre élémentaire est en partie endommagée après un traitement agressif de l'alcali, provoquant la suppression de certains constituants de l'hémicellulose et de la lignine. Par exemple, les fissures observées dans les fibres élémentaires (Fig. 6-3b) peuvent former des défauts dans les
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 666632 Fig. 6-14 Variation de section des composites: C-UF, C-UF-MAH, C-FW, C-FS et C-FAPS Les figures 6-14 montrent que les résultats des calculs sont en bonne accord avec les mesures expérimentales, en particulier pour les composites C-UF, C-UF-MAH et C-FW. Cela peut prouver que les hypothèses des calculs (Éq. 6-1), indiquant que les fibres se distribuent au long du composite selon la direction d'injection et que le gonflement des fibres a eu lieu principalement en direction radiale. Pour le composite C-FS, le gonflement calculé est supérieur aux mesures expérimentales après 2 semaines.

Fig. 6 -

 6 Fig. 6-16 Résultats des essais de traction des composites C-UF, C-UF-MAH, C-FW et C-FS: (a), Module d'Young; (b), Contrainte à la rupture; (c), Déformation à la rupture Dans la figure 6-16a, le module d'Young augmente de façon significative au début (après 2 ou 4 semaines), puis diminue à partir de 4 ième semaine, sauf C-UF-MAH. Sur la figure 6-16b, la contrainte à la rupture reste presque inchangée après 8 semaines. Et la
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 418661716 Fig. 6-17 Variation de couleur des composites C-UF, C-UF-MAH, C-FW et C-FS de 2 à 8 semaines sous UV Toutefois, le taux de blanchiment de ces quatre composites est différent. Après 2 semaines, le C-UF est plus blanc que le C-UF-MAH; pourtant le C-FS change de couleur très légèrement. Après 4 semaines, le taux de blanchiment des composites peut varier comme: C-UF> C-UF-MAH> C-FW> C-FS. Après 8 semaines, la surface des composites est presque complètement blanchie. Pour comprendre ce phénomène, des observations par microscopie optique numérique et MEB sont effectuées.
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 414 Spectres d'UV/visible Les spectres d'UV/visible du film du PP (épaisseur 0,08 mm) et du C-FS (épaisseur variant de 0,10 à 0,18 mm) sont présentés dans la figure 6-20. La gamme Chapter 6. Résumé en français -172-d'absorption d'UV du PP pur est inférieure à 250 nm. La gamme d'absorption d'UV pour les composites est plus large que celle du PP pur. La plus grande épaisseur du composite (de 0,10 mm à 0,18 mm) a une absorption plus importante. Lorsque l'épaisseur a augmenté à 0,18 mm, l'absorbance atteint au maximum à la longueur d'onde de 200 nm. Cela signifie qu'à partir de cette épaisseur, le rayonnement UV ne peut pas facilement pénétrer plus profondément à l'intérieur des composites. La présence de fibres améliore l'absorption UV et joue un rôle comme un "bouclier", ce qui empêche la pénétration du rayonnement UV à la région profonde des composites.
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 66642166 Fig. 6-20 Spectres d'UV/visible du film PP et du C-FS pour différentes épaisseurs
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 123424 Le traitement par l'alcali peut supprimer en partie l'hémicellulose et la lignine.Le traitement par l'eau élimine efficacement les polysaccharides existants sur la surface des fibres, sans endommager leur structure. En raison de la surface lisse et d'une structure intacte des fibres après le traitement par l'eau, les propriétés mécaniques des composites renforcés par ces fibres sont nettement améliorées. En revanche, nous n'avons pas remarqué le même effet pour les composites renforcés par des fibres non traitées et traitées par alcali. La modification par l'agent de silane a une grande influence sur les propriétés mécaniques des composites dépendant de la structure du groupe fonctionnel du silane. Comme l'amine primaire d'APS peut réagir avec l'anhydride maléique et former une liaison covalente, la contrainte à la rupture du composite renforcée par des fibers modifié par APS est améliorée par rapport à d'autres matériaux composites. Par contre, la modification des fibers par PAPS a une incompatibilité entre l'aniline et le propylène, cette modification diminue donc la contrainte à la rupture des composites. L'existence des groupes esters et vinyliques de MPS peut provoquer l'augmentation de la déformation à la rupture des composites. Pour le vieillissement à humidité, les propriétés mécaniques des composites ont augmenté dès le début du vieillissement à cause de la pression d'interface due au gonflement des fibres. Cependant, l'eau absorbée provoque la dégradation tant sur l'interface que sur la structure des fibres, ce qui a pour effet de diminuer les propriétés Chapter 6. Résumé en français -179-mécaniques des composites. La forte adhérence d'interface permet de retarder efficacement la diminution des propriétés mécaniques par l'inhibition de l'absorption d'eau des composites. L'ajout de PP-g-MAH empêche plus la pénétration d'eau dans les composites. Le traitement des fibres par l'eau, l'alcali et le silane peut retarder efficacement la dégradation des propriétés mécaniques et améliorer la stabilité dimensionnelle des composites. Pour le vieillissement en température, l'effet de température sur les propriétés mécaniques des composites est similaire à celui de l'humidité, mais moins important par rapport au vieillissement à humidité. 5) Pour le vieillissement aux UV, le blanchiment et les micros fissures se produisent d'abord sur la surface de composites autour des fibres. La présence de fibres accélère la dégradation de PP autour d'elles, mais empêche plus ou moins la dégradation à l'intérieur du composite. L'utilisation d'eau ou d'alcali pour traiter les fibres pourrait retarder la dégradation des composites. Cependant, ces traitements n'ont pas de l'effet évident sur la résistance en traction. 6) L'agent de silane a des effets importants sur la résistance à la dégradation par UV grâce à sa structure et à sa compatibilité avec la matrice de polymère. Dans l'ensemble, grâce à la bonne cohésion à l'interface, les composites renforcés par les fibres modifiées par APS montrent une dégradation plus lente que celui renforcé par des fibres modifiées par MPS ou PAPS. Le monomère d'aniline dans PAPS absorbe fortement le rayonnement UV, ce qui est favorable à la protection des composites. De ce fait, la dégradation à l'interface des composites est limitée et la contrainte à la rupture reste inchangée après 8 semaines de vieillissement aux UV. Les composites renforcés par les fibres modifiées par MPS ont une plus grande diminution de la déformation à la rupture à cause de la dégradation de MPS par l'UV. Dans cette thèse, nous avons utilisé de l'eau, de l'alcali et trois agents de silane pour traiter les fibres de chanvre. Les effets de ces traitements sur les fibres et les Chapter 6. Résumé en français -180-composites renforcés ont été étudiés. A court et à long terme, de nombreux travaux peuvent être effectués: 1. La cristallisation à l'interface des composites après le traitement des fibres par eau, alcali et silane doit être étudiée. En particulier pour le traitement de l'APS, la réaction de l'APS avec l'anhydride maléique de PP-g-MAH doit également donner plus d'informations sur la cristallisation d'interface du composite C-TAPS. Pour calculer le gonflement des composites renforcés par les fibres végétales, il est nécessaire de développer un modèle soit analytique soit numérique selon la mécanique de l'interface. 3. Pour la dégradation par l'UV, nos études ne sont focalisées que sur la surface des composites. La dégradation à différentes profondeurs devrait être étudiée sur différents composites. Le mécanisme de la dégradation des composites par l'UV devrait être étudié de façon approfondie. Par exemple, la dégradation par l'UV se produit d'abord dans la fibre ou dans la matrice ? Quels sont les effets de l'absorption d'eau dans les composites lors du vieillissement aux UV ? L'agent d'anti-UV ou le stabilisant doit agir sur les fibres ou sur matrice polymère ? 5. Le caractère hydrophile des fibres végétales est l'un des grands inconvénients pour ces composites. Pour améliorer cela, il est nécessaire de développer les autres traitements des fibres plus efficaces et plus écologiques, surtout sans dégradation de la structure physique des fibres. des fibres végétales dans les polymères composites suscite de nombreuses investigations. Avant de mélanger les fibres végétales dans le polymère, un traitement chimique peut être effectué permettant de réduire l'hydrophilicité des fibres et d'améliorer l'adhérence à l'interface fibre/matrice. Dans cette thèse, l'eau et l'alcali sont utilisés d'abord pour traiter les fibres de chanvre, puis trois agents silane : 3-(triméthoxysilyl)propyl méthacrylate (MPS), N-[3-(triméthoxysilyl)propyl] aniline (PAPS) et (3-Aminopropyl)-triéthoxysilane (APS), sont utilisés pour modifier plus ou moins la surface des fibres de chanvre. Ces fibres traitées ou modifiées sont ensuite mélangées avec le polypropylène (PP) pour la fabrication des composites. Les effets de ces différents traitements sur la structure, les composants et l'hydrophilicité des fibres, et les propriétés mécaniques de ces composites sont mis en évidence. Nous avons étudié ensuite l'effet de vieillissement sur leurs comportements mécaniques, notamment l'humidité, la température et le rayonnement ultraviolet. Les résultats ont montré que le traitement de fibres par l'eau et l'alcali a des effets considérables sur la structure de fibres, les propriétés mécaniques et la durabilité des composites renforcés. La modification par l'agent de silane a une influence moins importante sur la structure des fibres, pourtant son groupe fonctionnel a une influence significative sur les propriétés mécaniques et la résistance au vieillissement des composites renforcés. Mots clés : fibres végétales -matières plastiques renforcées avec des fibres -traitements de surface -matériaux, détérioration -matériaux, propriétés mécaniques. as reinforcement of polymer composites attracts numerous investigations due to the good mechanical properties and environmental benefits. Prior to blend agro fiber with polymer, chemical treatment can be employed to treat agro fiber for the purpose of reducing the hydrophilicity of fiber and improving the interfacial adhesion fiber/polymer matrix. In this thesis, water and alkali are utilized to treat hemp fiber firstly and then three silane agent as 3-(Trimethoxysilyl)propyl methacrylate (MPS), N-[3-(Trimethoxysilyl)propyl]aniline (PAPS) and (3-Aminopropyl)-triethoxysilane (APS) are employed to modify the hemp fiber surface. These treated or modified fibers are blended respectively with polypropylene (PP) to fabricate the hemp fiber/PP composites. The effects of these different treatments on the structure, components and hydrophilicity of fiber, and the mechanical properties of the reinforced PP composites are studied. Moreover, the accelerated ageing experiments including humidity, temperature and ultraviolet of the reinforced PP composites are conducted. The results showed that the fiber treatment of water and alkali has a considerable effect on fiber structure, mechanical properties and durability of the reinforced composites. The silane agent modification of fiber has less influence on the fiber structure but its functional group has great influence on the mechanical properties and ageing resistance of the reinforced composites. Keywords: plant fibers -fiber reinforced plasticssurface preparation -materials, deterioration -materials, mechanical properties.
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		Tab. 2-4 Moisture of hemp fiber modified by silane.	
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Effets de la modification de silane sur les fibres

  La figure 6-4 montre les spectres ATR-FTIR des fibres de chanvre après différents traitements. L'hémicellulose montre souvent des pics caractéristiques à 1732 cm -1 , 1425 cm -1 et 1162 cm -1[13,14]. En comparaison avec les fibres non traitées, le traitement par l'alcali provoque la disparition totale du pic à 1732 cm -1 et une légère diminution de l'intensité des pics à 1425 cm -1 et 1162 cm -1 , ce qui signifie que le traitement par l'alcali supprime uniquement la partie de l'hémicellulose des fibres. De même, les deux pics (1241 cm -1 et 1505 cm -1 ) soient disparus soient diminués, ce qui prouvent que la lignine a été partiellement éliminée par l'alcali. Le spectre des fibres non traitées et traitées par l'eau présente des caractéristiques similaires. En comparant avec nos observations par Pour vérifier la réussite de la modification de fibre par silane, nous avons observé la surface des fibres par Microscope Electronique à Balayage (MEB) et analysé la surface des fibres par FTIR dans la partie suivante. Les figures 6-5 présentent la morphologie des fibres traitées par l'alcali, et aussi par les post-traitements MPS, PAPS et APS. Après la modification de silane, un film mince de silane peut être observé sur la surface des fibres, indiqué par les flèches sur les figures (6-5b, c et d). La formation de cette couche de silane est due à la réaction de silane avec les groupes hydroxyle sur la surface des fibres. En présence d'une molécule
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	6.2.3. 6.2.3.1. MEB observation		
	été éliminée, une grande zone d'amorphe en surface tels que les groupes hydroxyle est
	exposée à l'air (Fig. 6-3c) [12], conduisant une légère augmentation de l'humidité des
	fibres de 6,95 % à 7,25 %.		
	Tab. 6-1 Humidité des fibres de chanvre traitées par l'alcali et par l'eau
	Fibre	Fibres non traitées	Fibres traitées par l'alcali	Fibres traitées par l'eau
	Humidité (wt. %)	6,95 (±0,18)	5,84 (±0,07)	7,25 (±0,15)
	6.2.2.3. Spectres de FTIR		
	Fig. 6-4 Spectre FTIR-ATR pour différentes fibres de chanvre
	Le spectre de FTIR est une méthode d'analyse permettant d'identifier les
	composants dans la surface de fibres.		
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6.2.2.2. L'humidité des fibres traitées par l'alcali et par l'eau

L'humidité des fibres joue un rôle important sur son comportement mécanique surtout pour les fibres végétales. Le tableau 6-1 montre l'humidité en Wt % des fibres non traitées, traitées par l'alcali et par l'eau. Pour les fibres non traitées, l'humidité reste de l'ordre de 6,95%. Après le traitement par l'alcali, les composants hydrophiles sont majoritairement enlevés, tels que les groupes hydroxyle de l'hémicellulose dans la zone amorphe, donc l'humidité diminue à 5,84 %. Dans le cas où les fibres sont traitées par l'eau, une couche mince de cire, de graisse et de polysaccharide (solubles dans l'eau) a MEB et les résultats de l'humidité des fibres, il est à conclure que l'eau nettoie la surface des fibres, sans effet négatif sur leur structure. Le traitement par l'alcali pourrait éliminer en partie l'hémicellulose et la lignine, provoquant ainsi l'endommagement partiel de la structure de fibres. d'eau, le silane est hydrolysé et peut libérer les groupes silanol réactifs. Ensuite, ces monomères silanol réactifs sont absorbés physiquement sur les fibres par des liaisons hydrogène. Lorsque la température monte, les liaisons hydrogène entre les groupes silanol et les groupes hydroxyle peuvent être converties à des liaisons covalentes comme -Si-O-C-[8].

6.2.4. Composite chanvre/PP

  Composites Eprouvettes 1B, conformément à la norme ISO 527-2). Les compositions des éprouvettes sont résumées dans le tableau 6-3. Le taux de renfort est de 30 % en masse pour C-UF et de 28.6 % en masse pour les autres composites dans cette thèse.
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			Tab. 6-3 Compositions des composites
	Echantillons PP(phr)	PP-g-M AH(phr)	Fibre chanvre(phr)	Notations
	C-UF	100	0	42,86	Fibre non traitée
	C-UF-MAH	100	7,14	42,86	Fibre non traitée + PP-g-MAH
	C-FW	100	7,14	42,86	Fibre traitée par l'eau
	C-FS	100	7,14	42,86	Fibre traitée par l'eau et l'alcali
	C-FMPS	100	7,14	42,86	Fibre traitée par l'alcali et MPS
	C-FPAPS	100	7,14	42,86	Fibre traitée par l'alcali et PAPS
	C-FAPS	100	7,14	42,86	Fibre traitée par l'alcali et APS
	6.2.4.2. Essais de traction des composites renforcés par les fibers traitées par l'eau et
	l'alcali				
	Les résultats des essais de traction des composites PP renforcés par des fibres de
	chanvre traitées par l'eau ou par l'alcali sont présentés dans les figures 6-7.
	Pour comparer les résultats, le composite PP renforcé par des fibres non traitées
	(C-UF-MAH) a été utilisé comme échantillon de référence. Nous avons constaté que
	6.2.4.1. Préparation des composites		
	les propriétés mécaniques du C-FW sont améliorées par rapport aux autres échantillons.
	Le polypropylène (PP), les fibres de chanvre et le polypropylène greffé anhydride Pour l'échantillon de référence utilisant les fibres non traitées (C-UF-MAH), le module
	maléique (MAH-g-PP), utilisé comme agent de compatibilité, ont été mélangés et d'Young, la contrainte et la déformation à la rupture sont de 3,66 GPa, 39,81 MPa et
	extrudés avec une extrudeuse mono vis Brabender KE19 à 170-185 ºC. Les granulés 3,70 %, respectivement. Cependant, la contrainte et la déformation à la rupture du C-FS
	obtenus sont servis à la fabrication des éprouvettes de traction à l'IUT de Troyes, par restent inchangées, tandis que le module d'Young est diminué de 7,92% par rapport à
	une machine à injection Engel Spex Victoire 50 à 170-180 ºC, sous pression à 158 MPa. l'échantillon de référence. Ce phénomène est très intéressant permettant de conclure
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