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The properties of the LDH derive from its specific bidimensional structure. It consists in a stacking of positively charged brucite-type layers due to the substitution of some divalent cations by trivalent cations. For electroneutrality reasons, the excess of positive charges is compensated in the interlayer space by the presence of hydrated anions weakly bound to the structure. This particularity confers a high potential for anionic exchange between the LDH and environment and for porosity. Another feature of the material concerns its specific pH value of the point of zero net charge (pH PZNC ), i.e. the pH value that depends on the chemical composition of the material and that corresponds to the equilibrium of charges resulting from protonation/deprotonation of -OH groups onto the external surface. A high pH value of the electrolyte compared to pH PZNC provokes cation adsorption onto the surface.

It is suspected that both ionic transfers phenomena described above can be simultaneously controlled by electrochemistry in a reversible manner. A reversible anion transfer has already been evidenced for the LDHs composed of redox-active transition metals (ex: Co 3+ /Co 2+ , Ni 3+ /Ni 2+ , Fe 3+ /Fe 2+ etc…) by tuning the oxidation state of the metallic sites to reversibly modify the positive charge excess within the layers, however with no evaluation on kinetics and concentration of exchanged species. Also, a simultaneous modification of interfacial pH by electrogenerated H + or OH -could modify the adsorption properties of cations onto the surface. This Ph.D. thesis aims at deepening the understanding of the mechanisms and kinetics related to the reversible ion/solvent transfer between the electrolyte and the LDH under cyclic polarization by means of operando coupled electrogravimetric and crystallographic techniques. The Ni/Fe-LDH 6/2 was chosen for its specific properties of electronic conductivity and faradaic behavior that enhance ion transfer. Investigations were conducted on both the chemically synthesized and assisted electrosynthesized Ni/Fe-LDHs to compare the impact of their specific properties of crystallinity, porosity and charge transfer on the mechanism of species transfer.

A conventional technique coupling electrochemical and gravimetric measurements (EQCM) as well as a non-conventional technique, specifically the electrochemical impedance spectroscopy (EIS) coupled to fast quartz crystal microbalance (QCM) also called ac-electrogravimetry, enable to study the ion transfer phenomena located at the electrode/electrolyte. From acelectrogravimetry, many information can be obtained: (i) separation of the different contributions related to the charged and non-charged species involved in the electrochemical processes, (ii) nature and kinetics of species transferred between the electrode and the electrolyte, and (iii) variation of the relative concentrations of the species inside the examined viii 

General introduction

Layered double hydroxide (LDH) materials consist of a stacking of positively charged brucite-like layers, [START_REF] Evans | Preparation of layered double hydroxides and their applications as additives in polymers, as precursors to magnetic materials and in biology and medicine[END_REF][START_REF] Williams | Towards understanding, control and application of layered double hydroxide chemistry[END_REF] due to the substitution of some divalent cations M(II) by trivalent cations N(III). For electroneutrality reasons, the excess of positive charges is compensated by the presence of exchangeable hydrated anions in the interlayer space. Their general formula is [M II 1-y N III y (OH) 2 y+ ][A m- y/m ] y-, zH 2 O. The interest of the layered double hydroxide material principally lies in its bidimensional structure conferring a high capacity for cation and anion adsorption, anionic exchange and porosity. It offers the possibility to access a high diversity of particles with various morphologies by varying the modification of the synthesis route, the chemical composition of the layers, the chemical or structural modification of the interlayered space.

The easiness of the chemical LDH synthesis as well as an easy control of the composition and physico-chemical properties is also of particular interest for varied industrial applications. For the last decades, the number of publications related to layered double hydroxides and its related electrochemical properties has dramatically increased for wide applications. Notably, it is a promising catalyst in electrochemical water oxidation as an alternative to some costly and scarce noble-metal oxides such as RuO 2 and IrO 2 , for an essential role in various energy conversion and storage systems [START_REF] Zhang | Hierarchical NiFe Layered Double Hydroxide Hollow Microspheres with Highly-Efficient Behavior toward Oxygen Evolution Reaction[END_REF] (water splitting, [START_REF] Friebel | Identification of Highly Active Fe Sites in (Ni,Fe)OOH for Electrocatalytic Water Splitting[END_REF] fuel cell and metal-air batteries [START_REF] Lee | Characteristics and Electrochemical Performance of the TiO2-Coated ZnO Anode for Ni-Zn Secondary Batteries[END_REF] ). LDH is also studied as a promising supercapacitor electrode [START_REF] Simon | Materials for electrochemical capacitors[END_REF][START_REF] Chen | Nickel-Cobalt Layered Double Hydroxide Nanosheets for High-performance Supercapacitor Electrode Materials[END_REF] for high energy density storage systems. On one hand, the morphology, the chemical composition and the large specific area of the LDH favor the property of electrical double layer capacitance. On the other hand, a degree of redox reaction at the surface also provides a Faraday pseudocapacitance. Finally, another application is water treatment by intercalation of toxic, strategic or expendable anions like arsenates, vanadates, nitrates or sulfates.

It is highly significant to meticulously study, understand and control the electrochemical mechanism related to the ionic transfer between the material and the electrolyte which constitutes an important part of the operating principle of these applications. One of the LDH properties that limits the applications mentioned above is the low electronic conductivity of the LDHs. It can be promoted by preparing thin films of LDHs coated on a working electrode surface. Particularly, the presence of redox-active transition metals [START_REF] Roto | Cyclic voltammetry of metal bipyridyl cations at redox active Ni-Al-Cl layered double hydroxide films[END_REF] (ex : Co 3+ /Co 2+ , Ni 3+ /Ni 2+ , Fe 3+ /Fe 2+ , etc…) within the brucitic structure of the LDHs enables both the amelioration of the conductivity and the reversible tuning of the oxidation state by cyclic polarization through an electron hopping mechanism. This action permits a reversible modification of the positive charge excess within the layers. The ionic and free water molecule transfers related to the tuning of the redox-active transition metals are known to occur, [START_REF] Roto | Electrochemical quartz crystal microbalance study of mass transport in thin film of a redox active Ni-Al-Cl layered double hydroxide[END_REF] however their identification (in terms of molar mass), kinetics and transferred concentrations were poorly investigated. This Ph.D. thesis aims at refining the understanding of the different ions and solvent transfer mechanisms and kinetics between the electrolyte and the LDHs, related to the reversible redox reactions of the electroactive sites of the LDHs. Under cyclic polarization, the reversible tuning of the oxidation state is possible and observable through electrochemical measurements. With in situ polarization of an electrode coated with LDH, a nonconventional coupled electrochemical and gravimetric method, specifically the electrochemical impedance spectroscopy (EIS) coupled to a fast quartz crystal microbalance (QCM) also called ac-electrogravimetry methodology [START_REF] Agrisuelas | Polymer dynamics in thin p-type conducting films investigated by ac-electrogravimetry. Kinetics aspects on anion exclusion, free solvent transfer, and conformational changes in poly(o-toluidine)[END_REF][START_REF] Escobar-Teran | Gravimetric and dynamic deconvolution of global EQCM response of carbon nanotube based electrodes by Ac-electrogravimetry[END_REF][START_REF] Gabrielli | Ac-electrogravimetry study of electroactive thin films. II. Application to polypyrrole[END_REF][START_REF] Toupin | Charge storage mechanism of MnO2 electrode used in aqueous electrochemical capacitor[END_REF] appears to be an attractive tool to study the nature and the concentration of the ionic species and solvent molecules transferred at the electrode/electrolyte interface. This methodology was successfully used for in depth characterization of reversible redox reactions involved in Prussian Blue or lamellar structures such as birnessite as well as the associated mass transfer.

In this work, ac-electrogravimetry allowed the determination of the electrochemical mechanisms and kinetics associated to the redox active transition elements within the layers of Layered Double Hydroxides. A special attention was paid on Ni/Fe-LDH 6/2 that is known to be one of the most conductive LDH and whose electroactive Ni can be reversibly switched to the (+II) and (+III) oxidation states under polarization. Nano-Ni/Fe-LDH 6/2 were investigated to enhance the number of the transfer sites (i.e intercalation sites and adsorption sites onto both edge and basal surfaces). Nano-Ni/Fe-LDH were either obtained by chemical and electrochemically assisted syntheses. For a better insight in the associated transferred species (anions, cations and water molecules), experiments were conducted in different supporting electrolytes (LiOH, KOH and CsOH) whose pH value was higher than Ni/Fe-LDH 6/2 pH of zero point of net charge (Ni/Fe-LDH 6/2 pH PZNC equal to 8).

Highly relevant information was obtained: (i) kinetics and identification of species transferred between the electrode and the electrolyte, (ii) separation of the different contributions related to the charged and non-charged species involved in the electrochemical processes, and (iii) variation of the relative concentrations of the species inside the examined material. To corroborate the results and to localize the sites of interests where the different species transfers take place, XRD measurements were coupled to electrochemical and electrogravimetrical measurements under operando polarization at synchrotron SOLEIL (France). It also enabled to determine non reversible oxygen evolution reaction (OER) catalysis reactions that play a role in the interlayer spacing and in the species transfer at the interface of the investigated LDH.

The manuscript is divided into five chapters (chapters 3 to 5 are issued from submitted or future papers). The first chapter reports on the state of the art of the current knowledge in the electrochemical and electrogravimetrical studies of LDH materials.

The second chapter aims to describe the experiments that were conducted to synthesize the LDH by chemical and electrochemically assisted routes, as well as the characterization techniques of the synthesized material, the electrochemical and electrogravimetrical techniques, and the operando coupling of the electrochemical, electrogravimetrical and XRD measurements under polarization at synchrotron Soleil.

The third chapter investigates the synthesis of the electrochemically assisted route of the Ni/Fe-LDH 6/2 in KOH 1 mol/L that is known to have an enhanced conductivity compared to the chemically synthesized LDH. The reversible ionic and water transfer between the LDH and the electrolyte are studied by EQCM and acelectrogravimetry. The nature and kinetics of each transferred species are determined. The low crystallinity of the material prevents the continuation with further advanced analyses.

The fourth chapter aims to describe the electrochemical properties of the chemically synthesized Ni/Fe-LDH 6/2 in KOH 1 mol/L that is known to have a much higher crystallinity compared to the electrochemically assisted route. By tuning the oxidation state of redox-active Ni(II) and by varying the pH at the interface of the coated electrode, the mechanisms and kinetics of the reversible ionic transfers between the LDH and the electrolyte are studied by EQCM and ac-electrogravimetry. The results are corroborated with in situ XRD and EDX/XPS analyses. The effect of the oxygen evolution reaction onto the ionic transfer is highlighted.

The fifth chapter describes further the mechanisms and kinetics of the chemically synthesized Ni/Fe-LDH by varying the cation of the supporting aqueous electrolyte (Cs + , K + , Li + ). By operando XRD, electrochemical and electrogravimetrical under potential cycling conducted, for the first time, at synchrotron, new indications bring out the catalysis of interlayered water molecules by interfacial pH control. 5 Chapter I Ionic transfers into LDH with electrochemistry: a bibliographical study Chapter 1 starts with a comprehensive literature review of the electrochemical properties of LDHs. More details are given on the advances in the knowledge of mass transfer between the electrolyte and the material in basic solutions, in which the structure of the LDH is stable. Finally, the scope and objectives, starting from the state of the art of the present Ph.D. thesis are introduced

Chemical and structural composition of the LDHs

Chemical composition of the layers

Layered Double Hydroxides (LDHs) are solids constituted of brucite-like layers [START_REF] Evans | Preparation of layered double hydroxides and their applications as additives in polymers, as precursors to magnetic materials and in biology and medicine[END_REF][START_REF] Williams | Towards understanding, control and application of layered double hydroxide chemistry[END_REF] in which some divalent cations, M II , are isomorphically substituted by trivalent cations, N III . Such substitution induces an excess of positive charges within the layers, M and N being the species that may have the same atomic number or may be different.

To respect electroneutrality, the excess in net positive charge is compensated by the charge of weakly bound intercalated anions, A m-, in the interlayer space, usually surrounded by water molecules. Depending on the interaction with the layer, anions can be more or less easily exchanged by other anions, thus LDH are also referred as anionic clays, for their high anionic exchange properties. The substitution ratio, y, between M II and N III can be controlled during the synthesis. It has an effect on the number of anions intercalated within the interlayer space. The general formula of LDH can be written as follows: [START_REF] Cavani | HYDROTALCITE-TYPE ANIONIC CLAYS: PREPARATION, PROPERTIES AND APPLICATIONS[END_REF] or Iron(II)-iron(III) hydroxy-salts (also called green rusts) as byproducts of metabolism of certain bacteria, and also unintentionally in man-made contexts such as the products of corrosion of metal objects. Moreover, intentional synthesis can be performed to obtain LDH of varied compositions within the layers and the interlayer spacing to modulate the intrinsic ionic capture properties of those materials. Performing synthesis, a great number of cations can be introduced in the lamellar structure: the more common divalent cations are Ca II , Mn II , Mg II , Zn II , Cu II , Co II , Ni II , and the more common trivalent cations are Al III , Fe III , Cr III . [START_REF] Cavani | HYDROTALCITE-TYPE ANIONIC CLAYS: PREPARATION, PROPERTIES AND APPLICATIONS[END_REF][START_REF] Evans | Structural aspects of layered double hydroxides[END_REF] Some publications report the synthesis of LDHs with monovalent and trivalent metals like

Li I /Al III -LDH [START_REF] Britto | Polytypism in the Lithium-Aluminum Layered Double Hydroxides: The LiAl2(OH)(6) (+) Layer as a Structural Synthon[END_REF] and LDH with divalent and quadrivalent metals like Zn II /Ti IV -LDH [START_REF] Shao | The synthesis of hierarchical Zn-Ti layered double hydroxide for efficient visible-light photocatalysis[END_REF] and Ni II /Ti IV -LDH. [START_REF] Gu | NiTi layered double hydroxide thin films for advanced pseudocapacitor electrodes[END_REF] Also, it is possible to synthesize LDH whose cationic composition is made of many divalent or trivalent cations like

Mg II /Al III /Fe III -LDH. [START_REF] Delorme | Evidence of the influence of the cationic composition on the anionic affinity of layered double hydroxides[END_REF] They are called mixed LDH.

Chemical composition of the interlayer space

The interlayer space is composed of water molecules and anions. Various anionic species can participate in the charge compensation inside the interlayer space. [START_REF] Leroux | Fine tuning between organic and inorganic host structure: new trends in layered double hydroxide hybrid assemblies[END_REF] They can be monovalent or have several charges, be organic , Cl -), charged polymers (polyacrylate, polystyrène sulfonate), or electro-active molecules (redox mediator). In the case of organic species, the obtained materials are inorganic/organic hybrid materials in which the intercalated species may be strongly bounded to the layers (ionic, physical or covalent interaction). The variety of combinations (cations/anions) confers a diversity of physicochemical properties that can be modulated for various targeted application of anionic capture like water treatment [START_REF] Goh | Sorption characteristics and mechanisms of oxyanions and oxyhalides having different molecular properties on Mg/Al layered double hydroxide nanoparticles[END_REF][START_REF] Abdolmohammad ; Zadeh | Layered double hydroxides: A novel nano-sorbent for solid-phase extraction[END_REF][START_REF] Violante | Sorption/desorption of arsenate on/from Mg-Al layered double hydroxides: Influence of phosphate[END_REF] support for catalyzer, [START_REF] Constantino | STRUCTURE-REACTIVITY RELATIONSHIPS FOR BASIC CATALYSTS DERIVED FROM A MG(2+)/AL(3+)/CO(3)(2-) LAYERED DOUBLE HYDROXIDE[END_REF][START_REF] Beres | Layered double hydroxides and their pillared derivatives -materials for solid base catalysis; synthesis and characterization[END_REF][START_REF] Basile | Electrochemical synthesis of novel structured catalysts for H-2 production[END_REF] reactive charges inside the polymers or for anionic release like energy storage devices, [START_REF] Simon | Materials for electrochemical capacitors[END_REF][START_REF] Lee | Characteristics and Electrochemical Performance of the TiO2-Coated ZnO Anode for Ni-Zn Secondary Batteries[END_REF] or drug release. [START_REF] Del Hoyo | Layered double hydroxides and human health: An overview[END_REF][START_REF] Trikeriotis | Intercalation of hydrophilic and hydrophobic antibiotics in layered double hydroxides[END_REF][START_REF] Choy | Layered double hydroxide as an efficient drug reservoir for folate derivatives[END_REF][START_REF] Li | Inorganic layered double hydroxides as a drug delivery system -intercalation and in vitro release of fenbufen[END_REF][START_REF] Perioli | Intercalation and release of antiinflammatory drug diclofenac into nanosized ZnAl hydrotalcite-like compound[END_REF] 

Structure of the LDH phase

The crystallites of the LDH are constituted of a stacking of M II (OH) 6 and N III (OH) 6 edge-sharing octahedra layers similar to the Mg(OH) 2 brucite structure. Each octahedron contains a metallic cation at its center surrounded by 6 hydroxyl groups at its summits. The stacking can be a 3R stacking (i.e. rhomboedric ABCABC) or a 2H stacking (ABABAB hexagonal). [START_REF] Evans | Structural aspects of layered double hydroxides[END_REF] Thus, the space group is classically R-3m. The a parameter is directly related to the distance between two metallic cations within the layer which is the double of the distance between two (110) planes according to a = 2.d 110 . The c parameter is related to the basal distance d of the material according to c = 3.d(003). This distance is a marker of the nature of the intercalated anion as each intercalated anion has a specific diameter and induces a particular strength of attraction with regard to the cationic layer. [START_REF] Gualandi | Electrodeposition of Layered Double Hydroxides on platinum: Insights into the reactions sequence[END_REF][START_REF] Scavetta | Electrosynthesis of thin films of Ni, Al hydrotalcite like compounds[END_REF] It is also a marker of the hydration and M(II)/N(III) ratio. These crystallographic parameters are determined by X-ray diffraction. The XRD pattern of such materials can be separated into three regions:

1. The region below 30° (2θ) contains the diffraction peaks following the (00l) planes 2. The region above 55° (2θ) contains the (hk0) and (hkl) planes related to the metal hydroxide planes,

3. The intermediary region between 30° and 55° (2θ) contains the (h0l) and (0kl) planes whose positions depend on the polytype (3R or 2H).

In a larger scale, crystallites are aggregated and form interstices, which causes textural porosity. Even though the pore size distribution obtained thereby is broad and the pores are not well-organized, textural pores can increase surface area and enhance the accessibility to crystal surface. [START_REF] Lovric | A model for the propagation of a redox reaction through microcrystals[END_REF] The level of textural porosity depends on the different synthesis routes, [START_REF] Prevot | 3D hierarchical and porous layered double hydroxide structures: an overview of synthesis methods and applications[END_REF] that are described below.

Species exchange between the LDH and aqueous media (without electrochemical polarization)

Once the LDH is immersed in solution, different mechanisms of transfer of anions, cations and water have been evidenced between the electrolyte and the material. Three mechanisms of anionic capture are known: [START_REF] Goh | Application of layered double hydroxides for removal of oxyanions: A review[END_REF] surface adsorption, anionic exchange and LDH reconstruction after thermal treatment at moderate temperature (memory effect). Capture after thermal treatment is not discussed in this thesis as the structure of the material is affected.

Different mechanisms of cationic capture are also known [START_REF] Liang | Sorption of metal cations on layered double hydroxides[END_REF] although they are less explored than anionic capture, and the selected cations are mainly heavy metal ions such as Pb 2+ , Cd 2+ , Hg 2+ and Cu 2+ , Zn 2+ and radiochemistry metal ions such as Co 2+ , Ni 2+ and Sr 2+ . The affinity for cations ranges between 0.01 mmol.g -1 and 4mmol.g -1 .

Their capture mechanisms are divided into four categories: precipitation of metal hydroxides onto the LDH surface, adsorption through the bonding with surface hydroxyl groups of LDHs, isomorphic substitution (more likely at the layers edge) [START_REF] Jobbagy | Dissolution of nano-size Mg-Al-Cl hydrotalcite in aqueous media[END_REF][START_REF] Rojas | Effect of particle size on copper removal by layered double hydroxides[END_REF] and chelation with the interlayer anionic functional ligand in the interlayer. Solvent transfer mechanisms are also reported into the interlayer space. The number of water molecules depends on the available space and anion species. 42

Anionic intercalation/adsorption by switching the transition metal oxidation state

Anionic intercalation is another reversible mechanism of anionic capture and is defined as the transfer of anions from the aqueous medium to the interlayer space. The intercalation is principally influenced by the charge balancing of the anions into the interlayer space for the compensation of the positive net charge density within the layers by coulombian interaction. The anion intercalation reaches an optimal capacity for a M II /N III ratio of 3. [START_REF] Wang | Compositional and structural control on anion sorption capability of layered double hydroxides (LDHs)[END_REF] Furthermore, the intercalation increases with crystallinity: a best crystalline LDH material is obtained generally with a M II /M III ratio of 3/1.

Competition between anions -anionic exchange

LDH has a better affinity towards anions that have more than one charge. For example, Miyata [START_REF] Miyata | PHYSICOCHEMICAL PROPERTIES OF SYNTHETIC HYDROTALCITES IN RELATION TO COMPOSITION[END_REF] observed that for hydrotalcite (Mg/Al-LDH), the affinity scale of the LDH towards the anions is the following: CO 3 2-> SO 4 2-> OH -> F -> Cl -> Br -> NO 3 -> I -. For Costa, [START_REF] Costa | Comparative Structural, thermodynamic and electronic analyses of Zn-Al-A(n-) hydrotalcite-like compounds (A(n-)=Cl-, F-, Br-, OH-, CO32-or NO3-): An ab initio study[END_REF] the order of exchange selectivity based on computational simulation with Zn/Al-LDH is: CO 3 2-> OH -> F -> Cl -> Br -> NO 3 -. In general, LDH with different cationic compositions have a great affinity for carbonate ions (CO 3

2-

) that are present in alkaline solutions. These anions are also present in high quantity during the chemical synthesis of LDH (co-precipitation method) in the alkaline solution during the co-precipitation of cations. For this reason, LDH often contains carbonate ions in their interlayer space. This intercalation can be prevented in controlled atmosphere (deaeration of the solution or glove box).

The intercalation capacity for a specific anionic species can be modified and is maximal when the interlayer spacing has the same dimension as the diameter of anionic species of interest [START_REF] Wang | Compositional and structural control on anion sorption capability of layered double hydroxides (LDHs)[END_REF] . This interlayer spacing may be adjusted by varying the composition of the cationic layers as this distance decreases with the increase in the radius of the cations within the layers. Tuning the cationic composition ratio M II /M III also plays a role on the affinity of LDH towards specific anions. [START_REF] Wang | Compositional and structural control on anion sorption capability of layered double hydroxides (LDHs)[END_REF] Some studies have been made on the release of nitrates for environmental purposes. In mixed Mg II /Fe III /Al III -LDH, the authors [START_REF] Delorme | Evidence of the influence of the cationic composition on the anionic affinity of layered double hydroxides[END_REF] have demonstrated that the nitrate adsorption increases as the aluminium content decreases in favor of the Fe content. After exchange, the Mg/Al-LDH 4/2 structure is composed of 90 % carbonates and 10 % sulfates, whereas the Mg/Fe-LDH 4/2 structure is composed of 89 % carbonates, 7 % sulfates, and 4 % nitrates. These results are consistent with those of Delorme et al. [START_REF] Delorme | Comparison of the fluoride, arsenate and nitrate anions water depollution potential of a calcined quintinite, a layered double hydroxide compound[END_REF] who showed that carbonate ions fully displace nitrate anions from the LDH structure in Mg/Al-LDH 4/2, and Tezuka et al. [START_REF] Tezuka | Nitrate ion-sieve properties of layered double hydroxides[END_REF][START_REF] Tezuka | Studies on selective adsorbents for oxoanions. Nitrate ion-exchange properties of layered double hydroxides with different metal atoms[END_REF] who showed a stronger affinity for nitrates and a lower affinity for sulfates in Mg/Fe-LDH compared with Mg/Al-LDH. In Mg/Al-LDH, [START_REF] Hibino | Anion Selectivity of Layered Double Hydroxides: Effects of Crystallinity and Charge Density[END_REF] it was noticed that when the Mg/Al ratio increases, the selectivity for sulfate and fluoride decreases, while that for nitrate increases (despite the fact that the diameter of the F -ion is slightly smaller than the thickness of a flat-oriented NO 3 -anion). It was proved that the ion sieve effect is not the only factor that affects selectivity. There may be also involvement of other factors, such as the interaction with the interlayer surface of host layers and interlayered water in the case of nitrate selectivity.

The competition between anions may also vary according to the already intercalated ions. [START_REF] Murayama | Removal of Harmful Anions in Aqueous Solution with Various Layered Double Hydroxides[END_REF] For anionic species from As(III), As(V), B, Cr(VI) and Se(IV), the order of removal performance is as follow: Mg/Al-NO 3 -LDH > Mg/Al-Cl-LDH >> Mg/Al-SO 4 -LDH > Mg/Al-CO 3 -LDH, suggesting the stability of the divalent anions like SO 4 2-and CO 3 2-in the LDH structure and thus their poor exchange properties. The Mg-Al-NO 3 -LDH demonstrated an excellent ability to remove dilute concentrations of anionic species from As(V), Se(IV) and Cr(VI) with the following order; As(V) > Se(IV) > Cr(VI) > As(III) > B.

Ionic exchange method -Choice for the anionic species within the interlayer spacing

As previously mentioned, during the chemical synthesis/precipitation of the material in basic solutions, the anions initially present in the solution are intercalated into the interlayer spacing of the LDH. The synthesis in ambient air provokes the CO 2 dissolution and the elaboration of a high amount of carbonates in the basic solution.

Carbonates having a high affinity compared to monovalent anions are consequently prevalent in the interlayer spacing. To prepare LDH composed of other anions (more commonly Cl -, NO 3 -, SO 4

), it is necessary to avoid the contamination of carbonates by controlling the atmosphere (glove box) during the synthesis and by preparing a solution with the specific anions. In the interlayer spacing, a complete anion exchange is possible if the anion to incorporate has a higher affinity than the anions still present into the LDH. The direct exchange method stands for the anionic exchange mechanism to exchange the anions of the interlayer spacing of a LDH that contains initially anions with a low affinity (nitrates, chlorides….) with another anionic species in excess in a solution and which has a higher affinity. The LDH slurry is immersed into a solution containing an excess of anions that are to be intercalated. The time needed for the anionic exchange depends on temperature, pH, nature of the species in excess and the composition of the LDH. 38

Adsorption of anions and cations by external surface modification

In aqueous media, the anion adsorption onto the surface of the LDH is an adhesion process of ions attracted by the external charged surface of the particles. The efficiency of this capture mechanism can be enhanced by increasing the specific area of the material using the appropriate synthesis route. Many kinetic models analyze the adsorption of oxyanions by LDH (first order and pseudo first order kinetics, controlled diffusion, homogeneous diffusion and shrinking core models…). [START_REF] Goh | Application of layered double hydroxides for removal of oxyanions: A review[END_REF] Initially, adsorption is a fast mechanism (from one hour to one day).

However, the final equilibrium state is slow to obtain (from some hours to several days). Different factors modify the adsorption of oxyanions onto the LDHs: pH, competition between anions, adsorbents concentration, temperature and morphology of the LDH. [START_REF] Goh | Application of layered double hydroxides for removal of oxyanions: A review[END_REF] The cationic sorption (by precipitation or surface complexation) also depends on pH, temperature and ionic strength. Second and first order kinetics are the most widely used to model cation sorption process. [START_REF] Liang | Sorption of lead ion by layered double hydroxide intercalated with diethylenetriaminepentaacetic acid[END_REF][START_REF] Kameda | Mg-Al layered double hydroxide intercalated with ethylenediaminetetraacetate anion: Synthesis and application to the uptake of heavy metal ions from an aqueous solution[END_REF] Heavy metal precipitation can be produced either as part of LDH structure or in a separate phase. For example, the LDH interfacial pH allow cation chemical precipitation (as hydroxide phase) onto the external surfaces. [START_REF] Fujii | UPTAKES OF CU2+, PH2+ AND ZN2+ ON SYNTHETIC HYDROTALCITE IN AQUEOUS-SOLUTION[END_REF] In these conditions and in the absence of carbonate and sulfate ions (which are known to precipitate Pb(II) from near to neutral pH [START_REF] Marani | LEAD PRECIPITATION IN THE PRESENCE OF SULFATE AND CARBONATE -TESTING OF THERMODYNAMIC PREDICTIONS[END_REF] in the investigated electrolyte, the spontaneous precipitation of Pb(OH) 2 (and adsorption of Pb(OH) + ) takes place in the pH range from 7 to 10. [START_REF] Zhao | The adsorption of Pb(II) on Mg2Al layered double hydroxide[END_REF] Isomorphic substitution is another way to contain (replace) cations with conservation of the LDH structure. The atoms must have the same size and total ionic charge as those replaced. [START_REF] Richardson | Cation exchange by anion-exchanging clays: the effects of particle aging[END_REF] Mg 2+ was substituted by Co 2+ , Ni 2+ or Zn 2+ in freshly prepared Mg/Al-Cl-LDH 2/1 when immersed in aqueous solution.

Heavy metals can also react with the anionic functional ligand in the interlayer space. [START_REF] Kameda | Hybrid Inorganic-organic Composites of Layered Double Hydroxides Intercalated with Organic Acid Anions for the Uptake of Hazardous Substances from Aqueous Solution[END_REF] For example, in Zn/Al-EDTA-LDH, Zn 2+ reacts with EDTA to form [Zn(EDTA)] 2-complex which causes the intercalation of zinc cations in LDH.

In this thesis, the aim is to tune the oxidation state of the metallic cations within the brucitic layers and to understand the related direct consequences on adsorption. Thus, the precipitation, chelation and isomorphic substitution are not experimented; that is why the involved processes are not detailed. In solutions, the used cations (K + ) cannot be precipitated in the experimental conditions or isomorphically substituted. The chelation with anions is also not possible in the LDH as the anions are chosen to be CO 3 2-and OH -0.5M and 1M

respectively.

The transfer of cations and anions between the electrolyte and the LHD depends on the morphology, pH of the electrolyte and temperature. Their effects are detailed in the following.

LDH morphology

LDH morphology is one of the key parameters in this study; it is responsible for the kinetics of both faradaic redox reactions and ion transfer rate. The formation of nanometric structures significantly increases the surfaceto-volume ratio, thus the specific area is enhanced. Several synthesis routes design specific forms, i.e. sand rose composed of many thin wires, nanoplatelets, 3D hierarchical structures… some of them improve the porosity of the material, which aims to obtain increased exchanges with the solution and a small aggregation state for electrochemical exposition reasons. [START_REF] Prevot | 3D hierarchical and porous layered double hydroxide structures: an overview of synthesis methods and applications[END_REF] Several synthesis routes will be detailed in chapter 1.3 and the respective porosity will be detailed.

pH

The pH value is also one of the key parameters in this study because both cation and anion adsorptions are sensitive to the pH value. First of all, pH (and complexing agents) is/are responsible for ion speciation in solution. [START_REF] Byrne | Inorganic speciation of dissolved elements in seawater: the influence of pH on concentration ratios[END_REF][START_REF] Buffle | Complexation Reactions in Aquatic Systems; Analytical Approach[END_REF] In agreement with Miyata 44 affinity scale, the ion speciation should be responsible for the anionic exchange properties. In addition, the pH of the zero point of net charge, [START_REF] Hu | Studies on zero point of charge and permanent charge density of Mg-Fe hydrotalcite-like compounds[END_REF] pH PZNC (pH resulting from the cancellation of the positive charge originating from the chemical composition of the LDH and the variable charge resulting from the protonation/deprotonation of the LDH layers) should play a key role on the adsorption processes. The pH PZNC is an intrinsic property of the LDH and it depends on its composition.

The reactivity of the external surfaces should strongly be influenced by the net proton surface charge, which depends on pH and ionic strength, with respect to Brønsted-Lowry acid-base theory, through the following reactions:

≡M-OH + H + + A - ≡M-OH 2 + (A -) (1.2) ≡M-OH + C +  ≡M-O -(C + ) + H + (1.3)
where M is a metal cation constituting the layered sheets and consequently the external surfaces of LDH and Aor C+ are anions or cations. It implies the sorption of both cations and anions onto edge surfaces depending on the pH at the clay interface.

For example, pH PZNC equals 8.16 [START_REF] Elmoubarki | Ni/Fe and Mg/Fe layered double hydroxides and their calcined derivatives: preparation, characterization and application on textile dyes removal[END_REF] for Ni/Fe-LDH 6/2 and equals 10. The dependence of the adsorption of anions onto LDH is thus sensitive to changes in pH. [START_REF] Liu | Arsenate sorption on lithium/aluminum layered double hydroxide intercalated by chloride and on gibbsite: Sorption isotherms, envelopes, and spectroscopic studies[END_REF][START_REF] Yang | Removal of trace levels of arsenic and selenium from aqueous solutions by calcined and uncalcined layered double hydroxides (LDH)[END_REF] For example, in Li/Al-Cl-LDH, As(V) adsorption is sensitive to changes in pH between 4 and 7. [START_REF] Liu | Arsenate sorption on lithium/aluminum layered double hydroxide intercalated by chloride and on gibbsite: Sorption isotherms, envelopes, and spectroscopic studies[END_REF] Sorption of arsenate on Li/Al LDH-Cl displayed a pH-sensitive behavior from pH 4.0 to 7.0, but it was insensitive to pH above pH 7.0 (up to 9), approaching to the pH PZNC of Li/Al LDH-Cl (7.22). Two types of reaction sites within Li/Al LDH-Cl were envisaged to participate in LDH arsenate sorption process. This result is in agreement with:

-the anionic exchange properties according to the permanent positive basal surfaces arising from isomorphic cationic substitutions, -the variable proton surface charge arising from hydroxyl functional groups coming from the external layers, leading to the enhancement of anion sorption with the pH decrease.

It is worth highlighting that above pH PZNC , the insensitivity to anionic exchange properties can be explained by arsenate speciation in solution. Indeed, in the absence of any complexing agents, the only one bivalent form (predominant) existing in the pH range 7-9 is HAsO ) is trivalent. The anionic exchange process should thus be influenced by the pH value in the range 9-14. Indeed, experiments conducted with calcinated Mg/Al-LDH, in the pH range 2-12, in the absence of any complexing agents, showed the adsorption sensitivity of As(V) and Se(IV) versus pH [START_REF] Yang | Removal of trace levels of arsenic and selenium from aqueous solutions by calcined and uncalcined layered double hydroxides (LDH)[END_REF] . For Se(IV), data acquired are clearly influenced by both the Mg/Al-LDH pH PZNC value (6.8-8.9) [START_REF] Das | Physicochemical characterization and adsorption behavior of calcined Zn/Al hydrotalcite-like compound (HTlc) towards removal of fluoride from aqueous solution[END_REF][START_REF] Manju | Hydrotalcite as adsorbent for the removal of chromium (VI) from aqueous media: Equilibrium studies[END_REF] and the As(V) speciation versus pH. Indeed, H 2 SeO 3 predominates in the pH range 0-2.5; HSeO 3 2-in the pH range 2.5-8. Mg/Al-LDH, the As(V) sorbed amount is rather influenced by the pH PZNC value; probably due to the harder competition for anion exchange between As(V) and carbonate anion initially present in the interlayered sheets. 66

Temperature

Usually, the sorption amounts of metal cations increases with increasing temperature due to the endothermic nature of the adsorption reaction. [START_REF] Kameda | Kinetics of uptake of Cu2+ and Cd2+ by Mg-Al layered double hydroxides intercalated with citrate, malate, and tartrate[END_REF] For anions, usually the adsorption decreases with increasing temperature due to the exothermic nature of the simple adsorption reaction. For example, the As(V) and Se(IV) adsorption onto

LDHs was reported as an exothermic process. [START_REF] Yang | Removal of trace levels of arsenic and selenium from aqueous solutions by calcined and uncalcined layered double hydroxides (LDH)[END_REF][START_REF] Das | Studies on Mg/Fe hydrotalcite-like-compound (HTlc) -I. Removal of inorganic selenite (SeO32-) from aqueous medium[END_REF] However, a number of studies have reported that the adsorption of oxyanions by LDHs is an endothermic process [START_REF] Chitrakar | Adsorption of phosphate from seawater on calcined MgMn-layered double hydroxides[END_REF][START_REF] Tezuka | Studies on selective adsorbents for oxoanions. NO3-adsorptive properties of Ni-Fe layered double hydroxide in seawater[END_REF] and others reported no dependence on temperature. 66,63

Exchange of water

In interlamellar space, LDHs include water molecules distributed around the hydration layer of the metal hydroxide layer and the hydration spheres of the intercalated anion. As shown by TG analysis, [START_REF] Marappa | Water Molecules in Hydrotalcite-like Layered Double Hydroxides: Interplay between the Hydration of the Anions and the Metal Hydroxide Layer[END_REF] in hydrotalcite Mg/Al-LDH, water molecules are weakly bound to the metal hydroxide layer and are lost below 100°C. The degree of hydration of the metal hydroxide layer ranges between 2 and 5.84. Intercalated water molecules are more strongly bound when located into the hydration sphere of the anion and are lost at higher temperatures (100°C < T < 250°C). They are estimated to lie between 0.8 and 6 molecules. [START_REF] Marappa | Water Molecules in Hydrotalcite-like Layered Double Hydroxides: Interplay between the Hydration of the Anions and the Metal Hydroxide Layer[END_REF] The number of intercalated water molecules depends on the intercalated anion species: in carbonate-LDHs the greater proportion of water molecules is associated with the anion, whereas in the nitrate and chloride containing LDHs, the greater proportion of the intercalated water is bound to the metal hydroxide layer. This trend is in keeping with the higher hydration enthalpy of the divalent anions compared to the monovalent anions.

Water diffusion has been studied within the interlayer domain. Molecular dynamics simulation [START_REF] Chen | Jumping Diffusion of Water Intercalated in Layered Double Hydroxides[END_REF] shows that in Mg/Al-Cl-LDH, a water molecule is mostly fixed in a hydroxyl group site, as an acceptor of two hydrogen bonds from the upper and lower hydroxyl groups of the layers. Water diffusion is largely contributed by a series of jump events: water molecules can jump to two hydroxyl groups in an adjacent site in 10 4 ps on average. Thus, the diffusion coefficient of water is calculated to be of the order of 10 -9 cm 2 /s.

Except reference 36, a very few articles relate the mechanisms of water intercalation and water exchange of a LDH immersed in aqueous solution. However, a dense literature concerns the water intercalation into the better known clay minerals (i.e. cationic clays). The nature and strength of forces between water molecules and the clay mineral depend on the position of water molecules within the pore space of the clays. [START_REF] Likos | Pore-scale analysis of bulk volume change from crystalline interlayer swelling in Na+-and Ca2+-smectite[END_REF] In clay minerals, crystalline swelling is controlled by a balance between strong forces of attraction and repulsion [START_REF] Norrish | THE SWELLING OF MONTMORILLONITE[END_REF][START_REF] Kittrick | INTERLAYER FORCES IN MONTMORILLONITE AND VERMICULITE[END_REF] and is more easily modeled by considering potential energies of attraction and repulsion between charges. [START_REF] Laird | Model for crystalline swelling of 2:1 phyllosilicates[END_REF] The attraction potential energy is electrostatic and dominantly arises from the coulombian attraction between the negative surface of the layers and the positive charge of the interlayer cations. Van der Waals interactions between adjacent layers may also contribute to the total potential energy of attraction. The potential energy of repulsion comes from the partial hydration potential energy of the interlayer cations. All the intercalated water is generally found to be in the hydration sphere of the cations. The water molecules bond to each other, leading to the incorporation of water in excess. To a lesser extent, the potential energy of repulsion comes from the partial hydration potential energy of the negative surface charge sites. According to Lal and Shukla, [START_REF] Rattan | Principle of soil Physics[END_REF] swelling due to diffused double-layer repulsion can be curtailed by strong adsorptive forces of polyvalent cations, e.g., the Coulombic attraction forces hold the two clay particles together against the double-layer repulsion.

For less known LDHs, by analogy, a similar however less important water swelling should be also observed in LDH with the increase of M III /M II ratio and water swelling will be discussed in chapter 5. Different hydration levels were already evidenced with XRD characterization [START_REF] Gualandi | Electrodeposition of Layered Double Hydroxides on platinum: Insights into the reactions sequence[END_REF][START_REF] Scavetta | Electrosynthesis of thin films of Ni, Al hydrotalcite like compounds[END_REF] on various compositions of the layers. On Zn/Al-NO 3 -LDH, Ni/Al-NO 3 -LDH and Co/Al-NO 3 -LDH, the same anion NO 3 -is intercalated into the interlayer space.

A slight modification of the interlayer distance is observed with d Zn/Al > d Ni/Al > d Co/Al which seems to be due to different hydration levels.

Conclusion

Depending on their ionic or solvent nature, species transfer between the LDH and the electrolyte were not homogeneously studied. Anion transfer was largely investigated, however to our knowledge, there are a few articles on cationic adsorption, and even less publications in water transfer or hydration. For the enhancement of all the species transfer, the increase in porosity of the material is of prime importance. Section 1.3 will detail the related synthesis routes and related porosity. Moreover, for studying of reversible modification of the oxidation state and following the transferred species, electrogravimetrical and electrochemical measurements have to be performed. The detail of the deposition of the LDH material onto an electrode is thus also explained in section 1.3.

Synthesis methods for the elaboration of modified electrode with LDH

This section emphasizes on the different methods of synthesis of the LDH. For each one the specific interests are developed and the choice of the optimal one for our investigations is of prime interest. For the study of simultaneous electrochemical and nanogravimetric measurements related to the mass transfer between the LDH and the electrolyte, an electrode that also plays the role of quartz crystal microbalance is needed. For this reason, a LDH thin film is deposited onto a quartz plate coated with gold at a resonant frequency of 9MHz. For the fabrication of such a coated electrode, the optimal criteria are:

-the synthesis of a pure and highly crystallized LDH, -a high specific surface area, -a facilitated charge transfer between the material and the electrode, -a uniform coating onto the electrode, -a fast fabrication, -a conductive material.

All the known synthesis routes do not fulfill all these conditions. They are divided into two categories: the chemical synthesis and the electrochemically assisted synthesis. The pre-synthesized step of the chemical synthesis is generally the co-precipitation at constant pH (described by S. Miyata in 1975). [START_REF] Miyata | SYNTHESES OF HYDROTALCITE-LIKE COMPOUNDS AND THEIR STRUCTURES AND PHYSICOCHEMICAL PROPERTIES .1. SYSTEMS MG2+-AL3+-NO-3,MG2+-AL3+-CL-,MG2+-AL3+-CLO-4,NI2P-AL3+-CL-AND ZN2+-AL3+-CL[END_REF] It is a chemical synthesis of LDH by precipitation of divalent and trivalent metal cations in a basic solution.

Metal salts are added into an aqueous basic solution with carbonate and hydroxyl ions with optimal pH value at which the precipitation occurs at relatively low temperature, below 100°C. [START_REF] Carja | Textural properties of layered double hydroxides: effect of magnesium substitution by copper or iron[END_REF][START_REF] Ni | Large scale synthesis of porous microspheres of Mg-Al-layerd double hydroxide with improved fire suppression effectiveness[END_REF] Thermodynamic studies evidenced that LDH precipitation is favored due to their greater stability compared to the corresponding simple hydroxides. [START_REF] Costa | Structural Model Proposition and Thermodynamic and Vibrational Analysis of Hydrotalcite-Like Compounds by DFT Calculations[END_REF] Another alkalization agent like urea can also be used for the coprecipitation reaction. The hydrolysis reaction of urea slowly liberates CO 3 2-anions which gives particles with higher dimensions, of the order of the micrometer. [START_REF] Xiao | Self-assembled 3D flower-like Ni2+-Fe3+ layered double hydroxides and their calcined products[END_REF][START_REF] Gu | Porous Hybrid Network of Graphene and Metal Oxide Nanosheets as Useful Matrix for Improving the Electrode Performance of Layered Double Hydroxides[END_REF] The final slurry is centrifuged three times with deionized water to separate the LDH from the salt residues in the solution.

For the co-precipitation method with variable pH, an aqueous solution of metal salts is prepared, in which carbonate and hydroxyl ions are added dropwisely with a peristaltic pump, to reach an optimal pH value at which the precipitation occurs at relatively low temperature, below 100°C.

Synthesis by topochemical route proceeds to the oxydation of a part of the cations originally presents using solids like oxides or hydroxides. It enables the formation of monometallic LDHs. The oxidation may be possible thanks to oxygen from gaseous phase [START_REF] Xu | A new approach for design and synthesis of Co-II and Co-II,Co-III hydroxide materials[END_REF] or to oxidizing agent from liquids (H 2 O 2 , Br 2 ). 85

Post-synthetic treatments

Several post-synthetic treatments can be applied to pre-synthesized LDHs to control the particle size, aggregation, and morphologies. The main mentioned treatments are hydrothermal treatment, solvothermal treatment, spray drying and soft templating.

Hydrothermal treatment enables the maturation of the pre-synthesized LDH at a temperature up to 140°C. It involves the re-activation of nucleation, crystal growth and aggregation. The high temperature increases the Brownian motion of LDH particles which prevents their aggregation for the fabrication of nanoparticles. The metal cations are also better distributed in the solution, thus forming a highly crystallized particle. However prolonged hydrothermal treatment or too high temperature causes re-aggregation due to the formation of large particles overcoming the electrostatic repulsion between particles. [START_REF] Xu | Dispersion and size control of layered double hydroxide nanoparticles in aqueous solutions[END_REF] Solvothermal treatment proceeds to the use of chelating agents (organic additives) that also play an important role to improve the structural ordering, size and stability of each crystal as well as the stability of crystals. For example, some articles report on the preparation of LDH hollow microspheres by optimizing crystallization, dissolution and recrystallization of constituent crystals 87 using sonication and/or adding ethylene glycol and glycine as a chelating agent. [START_REF] Faour | Correlation among Structure, Microstructure, and Electrochemical Properties of NiAl-CO3 Layered Double Hydroxide Thin Films[END_REF] For spray drying method, a few publications appear in the literature about this technique. A LDH colloidal suspension obtained by separated nucleation and aging steps 1 is sprayed to form an aerosol which leads upon solvent evaporation and the consolidation of LDH nanoparticles to spherical microspheres. [START_REF] Prevot | Aerosol-assisted self-assembly of hybrid Layered Double Hydroxide particles into spherical architectures[END_REF][START_REF] Wang | Preparation of layered double hydroxide microspheres by spray drying[END_REF] There is no extensive study on the effect of process parameters on the properties of spray-dried agglomerates.

Soft-templating is also performed with LDH. Cooperative self-assembly between organic templates (micelles of amphiphilic organic molecules like surfactants and water soluble polymers) and inorganic precursors yield organized architecture and subsequent removal of organic templates by extraction or calcination. Created structures have a well-defined porosity and are tuned by varying the surfactant and the composition of the starting mixture. [START_REF] Soler-Illia | Chemical strategies to design textured materials: From microporous and mesoporous oxides to nanonetworks and hierarchical structures[END_REF] Micelles are colloidal dispersions with a particle size within 5-100 nm range. [START_REF] Torchilin | Micellar nanocarriers: Pharmaceutical perspectives[END_REF] Thus, building blocks of LDH must be small enough in nm range. For successful fabrication, nanobuilding blocks is indeed less than 4-6 nm. [START_REF] Tarutani | Single-Nanometer-Sized Low-Valence Metal Hydroxide Crystals: Synthesis via Epoxide-Mediated Alkalinization and Assembly toward Functional Mesoporous Materials[END_REF] For example, Gunawan et al. reported the fabrication of coral-like porous Mg/Al-LDH microspheres in ethylene glycol/ methanol/sodium dodecyl sulfate system (SDS) [START_REF] Gunawan | Synthesis of unusual coral-like layered double hydroxide microspheres in a nonaqueous polar solvent/surfactant system[END_REF] . Zhang et al. and Sun et al. 95,[START_REF] Sun | Three-dimensional hierarchical flower-like Mg-Al-layered double hydroxides: Fabrication, characterization and enhanced sensing properties to NOx at room temperature[END_REF] synthesized flower-like Mg/Al-LDH porous microstructures with SDS. Shao et al. prepared Mg/Fe-LDH microspheres with the morphologies of hollow, yolk-shell and solid interior structure by a hydrothermal reaction in NaOH aqueous system with SDS additive. [START_REF] Shao | Hierarchical Layered Double Hydroxide Microspheres with Largely Enhanced Performance for Ethanol Electrooxidation[END_REF] The chosen synthesis is the co-precipitation method of divalent and trivalent metal cations as the LDH is bimetallic. To obtain nanoparticles, the varying pH value method is used as well as hydrothermal treatment with a temperature of 80°C. The other post-synthetic treatments are excluded as other molecules are needed during the solvothermal treatment and soft-templating methods. Also, spray drying method is lowly studied.

Formation of thin films of LDH onto an electrode

Many different techniques of coating are found in literature like dropcasting, spin-coating, insertion of a support, layer-by-layer method.

For the coating of an electrode by dropcasting, the surface of the electrode is firstly polished and rinsed or sonificated with ethanol. [START_REF] Roto | Cyclic voltammetry of metal bipyridyl cations at redox active Ni-Al-Cl layered double hydroxide films[END_REF] Then, a drop of LDH slurry is dropcasted onto the electrode and dried in air [START_REF] Vialat | Hybrid Co2Al-ABTS/reduced graphene oxide Layered Double Hydroxide: Towards O-2 biocathode development[END_REF] or in a dessicator over silica gel 9 during 12 hours. The interactions between the film of LDH and the electrode are weak, which does not facilitate the electron transfer between the film of LDH and the electrode. [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF] The coating can be prepared by spin-coating 100 that allows a compact structure formed of oriented platelets, parallel to the surface of the substrate. 101 LDH can be also inserted onto a support, like porous anodic alumina aluminum, MXene substrates and graphene oxide nanosheets supports for an in situ LDH growth 102,103,104 by simple immersion into a metal salt solution in the presence of precipitating agent (NaOH, NH 4 OH, hexamethylenetetramine (HMT), urea…).

Assembling exfoliated LDH nanosheets is also a promising way to form textural porosity with a higher specific surface area. After co-precipitation, exfoliation can be for example achieved by vigorous shacking of Zn/Cr-LDH sample in formamide. Sandwiched multilayers and alternately deposited negative polyanions are deposited onto gold surface. 105 Platelets are observed to adopt a preferred orientation with their c axis perpendicular to the substrate surface. 101 Dropcasting method is used in this thesis as an optimum technique for the study. For spin-coating method and assembling exfoliated LDH, due to the orientation of the platelets, the interlayer domain is not "evidenced" at the interface. The direct coating onto a support during coprecipitation, although of interest, is excluded as used electrodes are gold patterned quartz crystals.

LDH synthesis by assisted electrochemical synthesis onto an electrode

Some investigations have concerned the formation mechanism of the LDHs onto an electrode. Indira and Kamath in 1994 106 were the first authors who reported and described the synthesis of Co/Al and Ni/Al-LDHs 3/1 by the electrochemically assisted route. In an aqueous solution of nitrates as well as divalent and trivalent metals, the cathodic reduction of both nitrates and water produces hydroxide ions at the vicinity of the working electrode leading to the LDH precipitation. According to Scavetta et al., [START_REF] Scavetta | Electrosynthesis of thin films of Ni, Al hydrotalcite like compounds[END_REF] the following reactions ( 1)-( 7) produce OH -or consume H + :

H + + e - H ads (1.4) 2H + + 2 e - H 2 E° = 0.000V/SHE (1.5) NO 3 -+ 2H + + 2e - NO 2 -+ H 2 O E° = 0.934V/SHE (1.6) NO 3 -+ 10H + + 8e - NH 4 + + 3H 2 O (1.7)
The electrolysis of water is:

2H 2 O + 2e - H 2 + 2OH -E° = -0.828V/SHE (1.8)
Anion reduction reactions are listed according to: However, because of slow kinetics of heterogeneous electron transfer, the direct reduction of nitrates on bare metallic electrodes is difficult. 109,110,111 According to Indira and Kamath in 1994, 106 the relative importance of the three classes of reactions for the electrogeneration of base is not known. In a study about the assisted electrodeposition of simple hydroxides Mg(OH) 2 and Ni(OH) 2 , the yield of Mg(OH) 2 is much higher from a chloride bath when compared to a nitrate bath under all deposition conditions, and the yield of Ni(OH) 2 is equivalent in nitrate bath and chloride bath. It seems that the HER is the only reaction responsible for electrogeneration of base in a chloride bath and is therefore of importance.

NO 3 -+ H 2 O + 2e -  NO 2 -+ 2OH -, E° = 0.010V/SHE (1.9) NO 3 -+ 7H 2 O + 8e - NH 4 + + 10OH - (1.
On purely thermodynamic considerations, the reduction reaction with the most positive E° value is preferred over the others. Reactions (1.6) and (1.7) have a more positive E° value compared to most metal ion reduction reactions14 (except for those of Cu 2+ , Ag + , and Bi 3+ ) which provokes the precipitation of the metal instead of metal deposition. For the electrodeposition of copper or bismuth hydroxides, the cathodic reduction technique was extended to perchlorate baths as perchlorate reduction reactions have much higher E° values than the nitrate reduction reactions. However these experiments failed to yield hydroxide deposits. The authors believe that thermodynamic consideration is not the sole determining criterion for the success of this class of electrosynthetic reactions. Also unknown kinetic factor may play a crucial role. Complexation with the conterion in the electrolyte will be also investigated in chapter 3.

For the assisted electrodeposition of the LDH, it is assumed from literature that different routes are possible depending on the concentration in OH -at the vicinity of the electrode. [START_REF] Gualandi | Electrodeposition of Layered Double Hydroxides on platinum: Insights into the reactions sequence[END_REF] If the production of OH -is slow, the LDH should be synthesized onto the electrode in two steps: the first one is the precipitation of the cation, N (III) , in N(OH) 3 and the second is the formation of the LDH from the reaction between N(OH) 3 and M (II) . If the production of OH -is fast, the LDH is formed in one step, with the concomitant precipitation of M (II) and N (III) metals in the stoechiometric proportions of the synthesis solution, like when the solution containing N (III) and M (II) is titrated with NaOH at constant pH value, which enables to obtain uniform films of LDH.

The assisted electrodeposition method fulfill most of the criteria listed for the LDH coated electrode. It enables a fast fabrication of electrode as the formation of a thin film of LDH onto an electrode is done in only one step and in a few seconds. The electrodeposition has been performed on different conductive materials, for example:

ITO, 113 glassy carbon, 114 gold, 115 FeCrAlloy, 116 and Ni. 117 The coating onto the electrode also is claimed to be uniform. It is also claimed to the control both film thickness and morphology by tuning the potential and deposition time, as notified by Tonelli's group. [START_REF] Scavetta | Electrosynthesis of thin films of Ni, Al hydrotalcite like compounds[END_REF] In 60 seconds, the electrode is fully covered with a thickness of 150 nm, and the film is homogeneous and dense with a nanoparticle size lower than 50 nm, connected in a gellike manner in a sand rose morphology. If the electrodeposition time lasts more than 60 seconds, the particles have a larger size and a higher thickness. Another advantage compared to the chemical synthesis is that the assisted electrogenerated LDH film has a better adherence onto the electrode and consequently a better electron transfer between the electrodes and the LDH than the chemically synthesized LDH. [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF] According to Tonelli's group, [START_REF] Scavetta | Electrosynthesis of thin films of Ni, Al hydrotalcite like compounds[END_REF] the mechanical adhesion of the coating to a Pt electrode can be further enhanced with an electrochemical pretreatment of the surface in sulfuric acid which decreases the required surpotential for the nitrate reduction and enhances the production of OH -.

Another advantages compared to the chemical synthesis is the intercalation of nitrates into the interlayer spacing without any controlled atmosphere. The reduction of nitrates in an acidic solution that contains metallic cations enables to exclusively intercalate nitrates into the interlayer spacing, because the carbonates are not present in acidic media. For Zn/Al-LDH, Ni/Al-LDH, Co/Al-LDH, XRD characterization evaluates the interlayer distance d that corresponds to the intercalation of nitrate anions between the layers. [START_REF] Gualandi | Electrodeposition of Layered Double Hydroxides on platinum: Insights into the reactions sequence[END_REF][START_REF] Scavetta | Electrosynthesis of thin films of Ni, Al hydrotalcite like compounds[END_REF] The main disadvantages of this technique are the low crystallinity of LDH and the presence of impurities. In the literature, the XRD pattern of the assisted electrodeposited material is characteristic of the LDH. The FWHM of the diffraction lines are larger than that observed for the chemical synthesis. That means a lower degree of crystallinity of the electrodeposited LDH. [START_REF] Gualandi | Electrodeposition of Layered Double Hydroxides on platinum: Insights into the reactions sequence[END_REF] The low intensity of the peaks is due to the small thickness of the thin film which also makes it difficult to characterize by XRD. A hint is to scratch the film of many samples to reap a higher quantity of powder for XRD characterization. According to Yarger et al.,115 the deposition of pure and well-ordered Zn/Al-LDH requires an optimum potential, ratio of divalent/trivalent metals and initial pH.

Increasing or decreasing the aluminum concentration in the plating solution resulted in the formation of aluminum or zinc containing impurities, respectively, instead of varying aluminum content incorporated into the LDH phase. A more negative potential provokes the deposition of zinc metal or zinc hydroxide, and a less negative potential provokes the deposition of zinc oxide. Increasing the pH destabilizes the formation of the LDH phase while decreasing pH promotes the deposition of other impurities.

The investigation of the electrogenerated coating is thus of prime interest to understand the occurrence of impurities and low crystallinity of the film. Also, it is important to understand the reduction reaction for the production of base that play a role in the synthesis of the LDH.

Electrochemical properties of LDHs 1.4.1 Electron transfer in electrochemistry

Within the material, the transport of electronic charge occurs through the LDH layers via an electron hopping mechanism between localized redox centers and ion motion across the pores and channels of the material to preserve the electroneutrality of the LDH structure [START_REF] Lovric | A model for the propagation of a redox reaction through microcrystals[END_REF]118,119 .The electronic transfer within the LDH depends on the diffusion of the anions between the conducting elements. Two strategies promote the electron transfer within the LDHs and render the structure of the LDH electroactive: (1) the intercalation of redox active anions from the electrolyte into the interlayer spacing, and ( 2) the presence of transition metal cations with redox activity in aqueous solution within the layers of the LDH. Many articles from the literature describe the strategy (1) of intercalation of different redox active species of different sizes into the LDH interlayer, especially redox mediators that can relay electron within the structure for diverse applications like electrocatalytic detection process or the regeneration of the enzyme active sites in biosensors or biofuel cells. 120,121 For instance, some molecules like electroactive anions and metal complexes bearing anionic groups such as anthraquinone monoand disulfonate (AQS), 122 2,2′-azino-bis-3-ethylbenzothiazoline-6-sulfonate, 123 nitroxide, 124 and ferrocene derivatives 124 or porphyrins. 125 A limiting process is that only less than 10 percent (in mole) of these intercalated anions participate in the electrochemical reactions. EQCM measurements unveil a loss/gain of ions from the electrolyte as a charge balancing mechanism occuring during the electron transfer. 126 Those can be a sorption of cations onto external sheets during the reduction to compensate the negative charge within the interlayer spacing, or the deintercalation of anions during the reduction depending on the conditions. Another limiting process is the diffusion of other anion species whose LDHs affinity is more significant. 124,127 This strategy is not developed in this thesis as we aim at reversibly intercalate/deintercalate anions that are not necessarily redox active. The strategy (2), discussed in the next section, is the synthesis of a LDH composed of transition metal cations within the layers of the LDH.

Use of transition metals with redox activity in aqueous solution

Generally, LDH has poor conductive properties and can even be insulating like in the case of Mg/Al-LDH [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF] or Zn/Al-LDH 128 when the intercalated anions are not electroactive. For a reversible anionic capture, it is necessary to work with conducting materials and to reversibly modify the ratio of metals with +III oxidation state versus metals of +II oxidation state. Thus, the use of transition metals of d group with two different oxidation states +II and +III in aqueous solution that enhance the conductivity of the material is of prime interest.

With electrochemistry, the cyclic oxidation/reduction of the divalent/trivalent transition metal of d groups within the cationic layers of the LDH reversibly tunes the excess of positive charges within the layers. It has a consequence on the mechanisms of intercalation/deintercalation of the charged and uncharged species and possibly on the structure of the LDH. Thus, this mechanism is investigated in the literature to pave the way towards enhanced and reversible capture/liberation of anions.

In the literature, the redox active Co, Ni, Mn and Fe are good candidates as they satisfy the conditions cited above i.e. they are transition metal of d group that have the +II and +III oxidation state and their standard redox potentials occur in the potential window between the water oxidation potential and the water reduction potential in aqueous media. In general, the conductivity of the LDH material is studied in strongly basic media like KOH and NaOH by cyclic voltammetry and electrochemical impedance spectroscopy. The study of the charge transfer within the Ni/Al-LDH by electrochemical impedance spectroscopy shows semicircles whose shape is characteristic of a pseudocapacitive material. The redox mechanism is quite complex as it implies both an electron transfer for the oxidation/reduction of the metal within the layer, and the charge neutralization of the material by the insertion/deinsertion of ions, as confirmed by Vialat et al. 131 The electrochemical behavior results in both electronic and ionic contributions. 132 For an active M II cation in strong alkaline solutions like Ni II in Ni II /Fe III -LDH, the change in the M II /N III ratio starts with the oxidation reaction following the equation:

[M II 1-y N III y (OH) 2 ] y+ [A m- y/m ] y-, zH 2 O + nOH -↔ [M II 1-y-n M III n N III y (OH) 2 (y+n)+ ] [A m- y/m ] y-[OH] n-, zH 2 O (1.15)
A two kinetic-limiting step may take place at the surface of the material: the kinetic-limiting step of the ions (due to the intercalation of anions) and the kinetic-limiting step of the electrons (due to the electron-hopping).

From EIS data analyses of Ni/Al-LDH and from the calculation of the activation energy for the two processes, the kinetic-limiting step of the overall electrochemical process is related to the electron hopping. 133 This fact explains the decrease of R et from 7000 Ω for Ni/Al-NO 3 to 2000 Ω for GnS@Ni/Al-NO 3 composite, confirming the role of exfoliated graphene (GnS) as electron percolant. 134,135

Electric charge transfer by hopping mechanism

The charge transfer occurs via a hopping mechanism and can be compared to an internal redox reaction between the reduced and oxidized forms of the M III /N II couple. Finding the equivalent circuit enables to deconvolute the contribution of the electrons and the OH -ions to the overall conduction. In reference 133 , the model is the following: an electron is released to oxidize Ni centers and the OH -anions enters into the structure for electroneutrality. It was also proved that the electronic conductivity depends on the potential while the resistance related to the ionic charge transfer is almost potential independent. The ionic charge transfer depends on the desolvation and adsorption processes of OH -anions. Increasing the pH increased the OH -concentration which increased the overall conductivity of the material.

Two regions are distinguished at the interface between the LDH and the electrolyte: 

Capacitive behavior of the LDH: accumulation of anions at the interface

The concomitant migration of the anions inside the interlayer spacing compensates accumulated positive charges.

It is found in literature that the electrochemical reaction is run by a diffusional regime of ions. 137 For partially oxidized films, the curving of the plots back toward the real axis at very low frequency indicates that the impedance is limited by convective steady state diffusion. 140 The diffusional regime of anions is related to a faster kinetics of the electron compared to the diffusion of anions. According to diffusion models proposed by Scholz et al. for redox reaction through microcrystals, [START_REF] Lovric | A model for the propagation of a redox reaction through microcrystals[END_REF]118,119 there is an accumulation of ions at the solid/electrolyte interface. Thus the faradic process is defined more like a pseudo-capacitive behavior. In the Randles type circuit, Warburg element is a subcircuit of a resistance (R p ) in parallel with a constant phase element (Q 2 ). The first constant phase element Q 1 models the double layer capacitance. From impedance analyses for Ni oxidation to 2.5+, the diffusion coefficient of ions, D = 2πf c l 2 /[2 cos(nπ/4)] 2/n where l is the thickness of the film and f c is the characteristic frequency of the low frequency capacitive loops, 141 varies between 1 and 5.10 -9 cm 2 s -1 .

The authors find similarities to values reported for proton diffusion in nickel hydroxide films. 139,141,142 the sample composition (x) evidences a cooperative effect of cobalt with a rapid increase of Q tot when x > 0.4.

The presence of amorphous phases in the samples (x ≤ 0.4) has no effect on Q tot of the coprecipitated phases. For the physical mixtures (Co/Al-NO 3 -LDH 2/1) 1-r and (Ni/Al-NO 3 -LDH 2/1) r , the potential is very close to that corresponding to the pure cobalt phase for r > 0.2 (most of the shift occurred for the first mixture r = 0.1).

Physical mixture presents more a percolation threshold behavior due to microscopic interface between both phases. This is even more pronounced when the charge variations are examined. Q tot as function of r evidences a cooperative effect of cobalt only for r > 0.8. EIS spectra are very similar to that obtained for pure Co/Al-LDH with R e close to 0 for all values of r.

For practical reasons and because we want to essentially study the Faradaic process, we focused on the preparation and study of the Ni-based LDH during the PhD work.

Tuning the electric charge transfer resistance

The electric charge transfer resistance can vary according to the cation element, M II /M III ratio, electrolyte, the synthesis route and electric percolants.

-The electric charge transfer resistance depends on the M II /N III ratio

The conductivity of the material varies with the stoichiometric composition in divalent and trivalent cations. For example, the increase in Ni/Al ratio from 1/1 to 2.4/1 provokes the increase in the peak currents and a shift of the peak potentials towards more cathodic values with the cyclic voltammetry technique (Figure 1.3a). [START_REF] Scavetta | Electrosynthesis of thin films of Ni, Al hydrotalcite like compounds[END_REF] From EIS data, R et decreases as the Ni/Al ratio increases (Figure 1.3b). It is probable that more Ni centers get closer to each other, which induces an easier electron hopping. For Ni/Al ratios comprised from 2.4/1 to 3.5/1, this effect is constant, perhaps because the electron-hopping rate cannot further increase.

-The transfer resistance depends on the electrolyte

The transfer resistance depends on the nature of the electrolyte as attested in the EIS spectrum. For Ni/Al-NO 3 -LDH 2/1 after many cycles in KOH, LiOH and NaOH, 135 the EIS spectra simulations reveal a charge transfer resistance (R et ) that decreases from 7000 to 2600 and 32 Ohm in KOH, LiOH and NaOH, respectively. The electrolytic cation may have an effect on the electrochemical process and the electric charge transfer resistance.

Upon cycling, the current signal increases in NaOH and LiOH solution until a maximum during the 10 th cycle. In KOH, the current remains constant. The reversibility is better for NaOH (peak separation 160 mV), followed by LiOH (180 mV) and KOH (230 mV). The electrochemical efficiency is higher in LiOH or NaOH than in KOH. In

Ni/Al-NO 3 , the electron transfer is governed by a diffusional process. It is confirmed by a peak current depending on the square root of the scan rate, and depends on the nature of the electrolyte cation. The slope is higher for Na + > Li + >K + . This electrochemical behavior is still under investigation. A priori, these results tend to demonstrate that the cation coming from the supporting electrolyte should be responsible for this electrochemical behavior. [START_REF] Scavetta | Electrosynthesis of thin films of Ni, Al hydrotalcite like compounds[END_REF] From bibliography, the order of magnitude of the diffusion coefficients are established such as Li + <Na + <<K + (D bulk Li + 10±1×10 -10 m 2 /s <D bulk Na + 14±2 ×10 -10 m 2 /s <<D bulk K + 22 ± 1 ×10 -10 m 2 /s) 144,145 . From the literature related to cationic clay minerals, it is known that cations such as K + preferably form internal sphere complexes 146,147 they are themselves directly retained in the adsorption sites on the surface. On the contrary, cations such as Li + generally form outer sphere complexes whose water molecules in the coordination sphere attach to the surface of the clay. But those behaviors are in agreement with cationic exchange properties according to the permanent negative basal surfaces of cationic clay minerals arising from isomorphic anionic substitutions. In that case, absorption phenomena should be related to the variable proton surface charge of the LDH, arising from hydroxyl functional groups coming from the external layers.

Let us have in mind that for each investigated electrolyte, the activity coefficient is related to the electrolytic cation. 148 The pH value differs slightly from one electrolyte to another following pH (KOH 1M) > pH (LiOH 1M)

(calculated by the pHreeqC software using Thermoddem® database). Moreover, thin films of Ni/Fe-LDH probably underwent dozen of cycles of polarization in the aqueous electrolytes such as to enhance conductivity 149,150,151,152 before current reached steady. Concomitantly, the increase in conductivity was assumably responsible for the increase in OER, and pH is not easily recorded at the LDH interface. This electrochemical behavior could be explained by the available OH -concentration at the interface under the investigated experimental conditions This postulate is in agreement with the fact that the electric charge transfer resistance also depends on the concentration of ions in electrolyte. For Ni/Al-NO [START_REF] Williams | Towards understanding, control and application of layered double hydroxide chemistry[END_REF]135 as previously reported by different authors 143,153,154 the increase in OH -concentration induces a peak potential decrease and a current peak increase, which shows that OH -anions are directly involved in the electro-oxidation process, and that their presence favors the oxidation.

This electrochemical behavior was deeply investigated in this PhD work and reported in chapter 5.

-

Charge transfer improvement with Fe-based LDH

o Mg/Fe-CO 3 -LDH

Until recently, Mg/Fe-CO 3 2/1 in KOH 0.1M was considered as a non-electroactive material. [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF] The CV of Mg/Fe-LDH modified Pt electrode in 0.1M NaOH overlaps that recorded at the bare Pt. It does not display a Fe electrochemical signal in aqueous media, however the material catalyzes the oxygen evolution reaction (OER), actually iron oxyhydroxide is known to be an efficient electrocatalyst for OER in alkaline medium. 155 By enhancing the surface of the Mg/Fe-LDH with 3D hierarchical microspheres and a suitable mesopore distribution with different ratios. 156 The material with the highest percentage of Fe is the best OER catalyzer. Trotochaud et al. 157 explain this phenomenon as a partial-charge-transfer mechanism that activates Ni centers is induced by the presence of iron. This could be explained by the electron delocalization on the layer surface, due to the arrangement of Fe atoms in the lattice, which spins from a specific magnetic structure that favors the superexchange interaction. This permits the improvement of electron hopping through the layers.

o Co 2 /Fe-CO 3 -LDH, compared with Co/Al-CO 3 -LDH For Co/Fe-LDH, the substitution of Al III by Fe III causes a negative shift of both anodic and cathodic peak potentials (E 1/2 = 0.145 V/SCE) but the current peak remains similar and from EIS, the resistance is less important for Co/Fe (than that of Co/Al-LDH). It confirms that Fe is responsible for the increase in the LDH apparent electronic conductivity even if it does not participate directly to the redox process. This is consistent with the values of the percentages of the electroactive Ni sites as the material is more conductive when more Ni centers are involved in the electron hopping process. The data confirm that Fe does not undergo a redox reaction in the range of applied potential, as proven by Friebel et al., [START_REF] Friebel | Identification of Highly Active Fe Sites in (Ni,Fe)OOH for Electrocatalytic Water Splitting[END_REF] Manganese is another interesting element as it has a large number of oxidation states ranging from -3 to +7.

However the control of its oxidation state during the synthesis is the main problem and can cause the formation of impurity. Qiu and Villemure found an average oxidation state of +3.52 in Mg/Mn-CO 3 -LDH sample, suggesting the presence Mn IV in the LDH structure. 150 The voltammetric peaks observed between 0 and 0.4 V/SCE in 0.1KCl were attributed to Mn III /Mn IV redox couples. Reduction below 3+ did not occur even after several hours of electrolysis at negative potentials.

-

Monometallic LDHs

Different monometallic LDHs are investigated in literature, mainly green rusts (Fe II /Fe III -LDH) and Co II /Co III -LDH. They present a higher redox flexibility compared to the LDH composed of different metal cations.

-

Redox properties of monometallic LDHs green rust (GR)

Fe II / III oxyhydroxycarbonate (Fe II 6(1-x) Fe III 6x O 12 H 2(7-3x) CO 3 ) or GR-CO 3 with in situ redox flexibility (1/3≤×≤2/3) 158 and GR-SO 4 159 have also been studied. Fe acts as both electron donor and acceptor with the possibility for a global one electron per Fe atom exchange.

Two redox transformations routes are determined. The first route is a dissolution/precipitation that may occur in three steps, during the oxidation. GR is (a) dissoluted to Fe II 2 Fe III 1 complex, (b) followed by the oxidation of Fe II 2 Fe III 1 complex to Fe III and (c) the -FeO(OH) precipitation. The reduction is done via the release of Fe II ions into solution by soluble Fe II -Fe III complexes acting as intermediate species. The second route is a solid-state reaction: the oxidation involves conversion of Fe (II) lattice into Fe (III) and deprotonation of OH groups in octahedra sheets. The reduction provokes the conversion of lattice into Fe (II) and protonation of OH groups. It implies the complete transformation of GR(CO 3 ) or GR(SO 4 ) to ferric exGRc-Fe(III) or exGRs-Fe(III), with the following formulas Fe III 6 (OH) 

(OH) 10 (H 2 O) 2 ]•[CO 3 , 2H 2 O] or [Fe II 6 (OH) 10 (H 2 O) 2 ]•[SO 4 , 8H 2 O].
Lattice Fe (III) are completely conversed into lattice Fe (II) . Simultaneously, maintaining electrical neutrality implies the protonation of a part of OH ions in the octahedra layers in agreement with LDH dihydroxylation and the resulting transformation to water molecules. The corresponding global solidstate reduction reaction should be written as GR + 2H + + 2e -= ExGR-Fe (II) . The solid-state route is favoured for (i) pH is quite alkaline (the pH must not be too high in order to avoid the formation of magnetite) and (ii) intercalated anion concentration increases.

The authors highlight the electrochemical restoration of green rust as the anodic charge of Fe (II) oxidation is equal to the cathodic charge of reduction. For GR(CO 3 ), decreasing the scan rate or increasing the temperature leads to the appearance of two cathodic peaks because of the occurrence of an intermediate oxidized product, exGRc-Fe(III)* (Fig. 1.7).

The intermediate product undergoes a structural conversion into the more stable ferric compound, exGRc-Fe(III).

For GR(SO 4 ), the voltammetric curve exhibits only one anodic peak and one cathodic peak, whatever the temperature or potential scan rate. However, the broadness of the cathodic peak may indicate a sum of several reduction processes. The initial mass is quasi-restored after the cathodic peak indicating the recovery of the green rust film at the end of the cyclic voltammogram and validates the oxidation of green rusts at pH 9.5 via a solidstate transformation (and not dissolution). The mass loss is related to the beginning of GR(CO 3 ) reduction (less than 1% of the initial mass of film). These LDH have been studied by CV in 0.1M KOH. 160 The current peak at E 1/2 =0.160 V vs. SCE is reversible with higher current than those observed for Co/Al-LDH 2/1 or Co/Fe-LDH 2/1. Before electrochemical oxidation, the percentage of electroactive Co II is estimated at 28 % mole for Co II /Co III -CO 3 and only 10 % mole for Co/Al-CO 3 -LDH 2/1 or Co/Fe-CO 3 -LDH 2/1. After the electrochemical oxidation, the mean amount of Co III present in the LDH layer increased from 13 to 60 %. The net balance between half cycles, characteristic of the electrochemical efficiency results in an average value stabilized at 30 % of Co III after reduction. This results in the usual ratio of 2 to 1 between divalent and trivalent cations in the LDH composition. The existence of a mixed oxidation state of Co II / Co III is also found in these compounds with a ratio Co II /Co III close to 1.

Increased charge transfer in electrochemically synthesized LDH compared to chemically synthesized Ni-based LDH

For Ni-based LDH, the CV of electrochemically synthesized LDHs in 0.1M NaOH has more cathodic Ni peaks than for chemically synthesized LDH, since the shift of the peak potentials is enhanced in presence of Fe III . [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF] Impedance spectroscopy confirmed that the chemically synthesized LDHs possess a higher electronic transfer resistance than the analogous electrosynthesized materials. The electrochemical efficiency is higher for the electrosynthesized material and even more when Fe is present (increase of the peak current).

Conclusion

In section 1.4, the importance of electroactive metal cations in aqueous solution is explained for an active material. Co based LDH and Ni based LDH are of interest for a better conductivity. First approximations in terms of mass transfers by electrochemical analysis (EIS and CV) enable to estimate the contribution of the fastest process (i.e. transfer of electrons) and the lowest process(es) (one or several ion transfers). The interatomic distance in Co/Al-LDH is lower than in Ni/Al-LDH. Consequently, the electronic transfer via hopping mechanism is facilitated in cobalt based LDH. Co/Al-LDH is more capacitive than Ni/Al-LDH. 135 The oxidation of Ni/Al-LDH is governed by a faradic process with low redox current density while the oxidation of Co/Al-LDH is governed by a multi-site pseudo-capacitive behavior. Thus, cobalt containing LDH have been investigated as electrode materials for supercapacitors and Ni containing LDH for batteries. For a better understanding of the transfer of species during the redox reaction of the LDH, Ni-containing LDH is developed in this thesis as it is governed by one faradaic process with low redox current density, contrary to Co-containing LDH. Especially Ni/Fe-LDH is retained as the presence of Fe improves the charge transfer within the layer. The redox reaction was studied on Ni/Fe-LDH synthesized by the chemical route and by the electrochemically synthesized route. The former route has the particularity to be highly crystallized, while, for the latter route, the electronic transfer is enhanced between the LDH and the electrode. Also, the Mg/Fe-LDH was studied in this thesis as it is considered as an inactive film, although Fe should be oxidized and reduced. In the next section 1.5, the literature on the assumption about the transfer of ions, its nature and kinetics are reported during the electrochemical process.

1.5

Ionic transfers related to electrochemistry with electrogravimetric measurements Section 1.4 shows that the understanding of the involved charge transfer mechanism and the corresponding mass transfer between the LDH and the electrolyte is not well understood. The conventional electrochemical methods,

i.e. CV and EIS, provided information on the oxidation/reduction state of the active site and on the kinetics of electrons and ions. The electron transfer is more rapid than the ion transfer. However, CV and EIS alone do not provide information on the nature and kinetics of each involved species accompanying the electron transfer. In addition, no information is provided on the localization of the insertion in the material. It is therefore challenging to find eligible techniques for the in situ study of the mechanisms of transfer of the species and the specific sites of transfer. EQCM is a technique that monitors simultaneously changes in the current and in the mass of the deposited thin film while the latter is polarized, giving new information on the transferred species. With EQCM analysis, the calculus of the molar mass of the exchanged species versus potential may give information on the nature of a part or all of the transferred species. The state of the art of former studies of LDH with EQCM measurements is described in this section.

In the literature, a few articles reported the mass variation of LDH under a cyclic polarization with EQCM technique for LDH material. The reported literature in this section intends to detail the present knowledge on this phenomenon. Until now, for a better understanding on the ionic transfer mechanisms, only a few LDH were investigated with EQCM. In particular, green rusts and Co/Al-LDH.

The calculus of the mass per electron (MPE) is possible via

( )
with F is the Faraday constant. It

gives the molar mass of transferred ion per transferred electron.

Cations play a role in the transfer

Two categories of ionic transfer between the electrolyte and the LDH are reported: ionic transfer in the case of anion electroactivity in the interlayer space of an inactive LDH when tuning the oxidation state, and the case of According to the authors, the positively charged LDH are not expected to adsorb large amounts of cations.

However, the incorporation of cation during the negative scan would have to be selective for sodium ions over potassium ions, since expulsion of cation was apparently not observed in buffers containing only potassium. This was confirmed with SEM/EDX analysis of a film immersed in a pH 8 borate buffer containing 4 mM Na + and 50 mM K + that showed a significant sodium content, over 4% (w/w) compared to less than 1% (w/w) for potassium.

The small values of MPE should be explained by the fact that the molar mass of cations is probably balanced with a counterflux of anions or water.

For the tuning of the oxidation state of electroactive cations within the layers by polarization, other models of ionic transfers are presented in the literature. Zhang's group 162 suggests the possible insertion of lithium cations and hydroxyls as ion pairs into the lattice of Co/Al-LDH during electrochemical cycling in alkaline solutions. 153 Su et al. 163 suggest that small cations (Li + and Na + ) can be intercalated in the remaining interlayer octahedral The same statement was reported by Villemure et al. for Ni/Al-Cl-LDH thin films in potassium acetate and sodium acetate solutions. [START_REF] Roto | Electrochemical quartz crystal microbalance study of mass transport in thin film of a redox active Ni-Al-Cl layered double hydroxide[END_REF] The transfer was attributed to a simultaneous participation of at least two ions in the charge neutralization process, for instance insertion of Na + (23 g•mol -1 ) and expulsion of OH -(17 g•mol -1 ).

Finally, for 0.1 M LiOH at almost all scan rates, the MPE is close to Li. For the highest scan rate value (100 mV•s -1 ), MPE decreases but remains positive, showing a small anion contribution. The transfer kinetics of ions also depends on pH. For Ni/Al-LDH in phosphate buffer solutions [START_REF] Roto | Electrochemical quartz crystal microbalance study of mass transport in thin film of a redox active Ni-Al-Cl layered double hydroxide[END_REF] , the MPE increases with the increase in pH from 11g/mol in pH 8 to 35g/mol in pH 10 (figure 1.11). During the positive/negative sweep, the mass loss/gain is more cathodic which shows that the pH has an effect on the kinetics of the reaction. In addition, the mass variation decreases/increases in several steps, which also show that different species may play a role. In pH 8 potassium buffers, MPE is only equal to 4 g/mol. According to the authors, the simplest explanation is that charge compensation involves the loss of protons from the LDH lattice accompanied by some water from the LDH interlayer spaces according to: In the same way, the authors could have claimed the instability of the Ni/Al-LDH when subjected to potential scans in near to neutral solution in agreement with the progressive decrease in pH at the interface due OER even in a buffer solution and even if OERpH 8 < OERpH 10, depending in the cyclic scanning range and the number of investigated cycles.

→ (1.

Limits of the EQCM technique

The main limit of EQCM technique and the calculus of MPE is that the deconvolution between different species cannot be performed if transferred at the same potential. In the case when water contributes to the transfer, no distinction is possible between the case of a simultaneous ion transfer with a flux of free water in the same direction. It is the same case for hydrated ions.

For example, for Ni/Al-NO 3 -LDH 2/1 in KOH 0.1mol/L, the calculus of MPE reveals a hydrated K + contribution around the cathodic peak and the contribution of pure K + (39 g•mol -1 ) below and above this potential 161 . The solvation effect increases with the scan rate (increase in MPE). It is nevertheless possible to envisage free water transfer in agreement with owing to conformational movements of electroactive film. 11

Conclusion

The EQCM technique gives a global response on the transferred mass that is the consequence of a flux of different species and a counter flux of other species. All the previously cited articles on LDH based on EQCM experiments present hypotheses of the identity of the transferred species by means of the calculus of MPE, with some assumptions on their kinetics. Changing the scan potential rates allows to determine the faster species.

However, the transfer of water molecules is unclear.

As mentioned, calculating MPE from EQCM data does not enable to separate the contribution of different species that play a role at the same potential range. To solve this problem, ac-electrogravimetry technique has been developed at LISE laboratory UMR8235. [START_REF] Agrisuelas | Polymer dynamics in thin p-type conducting films investigated by ac-electrogravimetry. Kinetics aspects on anion exclusion, free solvent transfer, and conformational changes in poly(o-toluidine)[END_REF][START_REF] Escobar-Teran | Gravimetric and dynamic deconvolution of global EQCM response of carbon nanotube based electrodes by Ac-electrogravimetry[END_REF][START_REF] Gabrielli | Ac-electrogravimetry study of electroactive thin films. II. Application to polypyrrole[END_REF][START_REF] Toupin | Charge storage mechanism of MnO2 electrode used in aqueous electrochemical capacitor[END_REF] It enables to separate the contribution of the different Before this thesis, this technique has not been applied to LDH films, however it has been helpful in polymer studies as an easy and fast identification methodology for cation and anion transfers involved in the charge compensation process as well as a noticeable informative method for kinetic study. In the next section, are presented some literature about ac-electrogravimetry.

Ac-electrogravimetry

The dynamic aspects of ions and solvent at the interface between electroactive films and an electrolyte remains a partially unsolved issue. Ac-electrogravimetry provides gravimetric and dynamic deconvolution of a global EQCM response by coupling fast quartz crystal microbalance and electrochemical impedance spectroscopy. [START_REF] Escobar-Teran | Gravimetric and dynamic deconvolution of global EQCM response of carbon nanotube based electrodes by Ac-electrogravimetry[END_REF] This technique measures the electrochemical impedance 𝛥E⁄𝛥I(𝜔) and the mass variations of the film under a sinusoidal potential perturbation 𝛥𝑚⁄𝛥E(𝜔) simultaneously. Ac-electrogravimetry was employed for characterizing supercapacitive charge storage mechanisms [START_REF] Gabrielli | Ac-electrogravimetry study of electroactive thin films. II. Application to polypyrrole[END_REF]167 as well as faradaic mechanisms, and detects the contribution of the charged or uncharged species for the separation of anionic, cationic and free solvent contributions during the various electrochemical processes.

Ac-electrogravimetry was recently employed on the lamellar Li-birnessite type MnO 2 thin films in LiClO 4 and NaClO 4 . This solid is known to intercalate ions in a wide range of sites with both faradaic and non-faradaic mechanisms for charge storage applications 14 :

i) Non faradaic reaction can take place with an electrochemical adsorption of cations onto the surface according to:

(MnO 2 ) surface + C + + e -= (MnO 2 -C + ) surface (1.18) ii) Faradaic reaction can take place with the intercalation of cations into the interlayer gap (intercalation pseudocapacitance) or onto the surface (redox pseudocapacitance):

(MnO 2 ) bulk + C + + e -= (MnOOC) (1.19)
The faradaic contribution is associated with the reduction of metal atoms located either on the surface or in the interlayer lattice planes. 168 Intercalation of alkali metals was studies by CV and chemical composition analyses. 169 The conclusion was that protons, but not alkali metal cations, are intercalated. With EQCM experiments and MPE calculations, in different alkali cations electrolytes, no calculation matches the equivalent weight considering either H + or alkali ions. 170 The authors suggest that both H + and alkali cation intercalations play a role in the charge balance.

Although this first attempt is "an evolution", the limitations of the technique appear clearly: the global mass response of EQCM could correspond to many hypotheses like ions, ions with solvation shells, free solvent molecules.

Ac-electrogravimetry is an alternative characterization tool that overcomes the limitations of the classical EQCM, and was studied 171 in the case of Li-birnessite type MnO 2 thin films in LiClO 4 and NaClO 4 aqueous solutions.

Pseudocapacitive behavior was detected as it involves Li + and Na + ions and their respective hydrated ionic species. Both identifications indicate that a part of the hydrated alkali cations lose their hydration shell before the transfer. The counterflux of water molecules was also evidenced. It was possible to estimate the number of water molecules in the hydration shell of cations, the kinetics, resistance value of charged and uncharged species transferred at the electrode/electrolyte interfaces. There are two proposed models: (i) the partial desolvation of hydrated cations are expelled from the film so that partially hydrated cations can access to less attainable sites, (ii) water molecules liberate space for cations. Hydrated Na + has faster kinetics than Na + probably because it does not completely lose its hydration shell. It is the first study that determines the effect of desolvation in porous and/or layered materials, which is not possible in EQCM measurements.

XRD coupled to electrochemistry

A few articles evidenced the change in the occupation of the interlayer spacing by combining EQCM and XRD analyses. In addition, the structural modification of LDH was investigated before and after cyclic polarization by EQCM and XRD analyses (ex situ characterization with XRD) and during polarization in solution (in situ or operando characterization with XRD coupled to EQCM).

Ex situ measurements with XRD

XRD enables to follow the interlayer spacing whose distance is a marker of a change in the intercalated species.

Coupling EQCM and XRD analyses enables to confirm the nature of the inserted species. without immersion in KOH and without polarization, -The Ni and Al contents of the LDH layer were not affected.

-
-No nitrogen element is detected in any of the samples after oxidation. (The authors assume that the intercalated NO 3 -is exchanged by CO 3 2-anions ex situ when in contact with air as indicated by the XRD measurements).

-The incorporation of alkali ions after oxidation is observed with C + /Ni molar ratio of 0.04 for K + and 0.20 with Na + (Li + cannot be measured by this method) only at the edge of the film. The authors suggest that the oxidation phenomenon starts from the edge of the sample coating and propagates to the center of the Ni/Al-LDH thin films.

Operando XRD measurements

Operando XRD measurements were carried out using a laboratory-made electrochemical flow cell especially developed for synchrotron measurements with a 0.1M KOH electrolyte solution introduced at a flow rate of 1.25 mL/min. 161 XRD coupled to electrochemistry highlight more particularly the transfer phenomena that take place in the interlayer domain. The disadvantage of ex situ XRD is that the LDH has to be removed from the solution and dried in air, which may modify the nature of the intercalated. Operando measurements necessitate a synchrotron X-ray beam to get a signal in the aqueous media. The position of the (00l) peaks that are a marker of the basal distance of the LDH should be further investigated and coupled to the quartz crystal microbalance to record simultaneously the mass of the film and the basal distance of the LDH. This will be explained in the chapter 3 in order to understand which species play a role in the redox process.

Conclusion

In this chapter, during the reversible oxidation of the electroactive sites within the LDH, some assume the entry of OH-, other groups assume the expulsion of H+. Another hypothesis is that this transfer is influenced by the nature of the cations that compose the electrolyte. Some also hypothesize a transfer of cations. In this Ph.D thesis, we aim at establishing the mechanisms of transfer of the cationic and anionic species between the electrolyte and the LDH i.e. the nature of the involved charged and uncharged species and the specific sites of interaction onto/into the material (adsorption or intercalation). This study will enable to resolve this issue. We also aim to establish the kinetics running the redox process and the motion of the species transferred between the electrolyte and the LDH with the electrochemical measurements coupled with electrogravimetric measurements and operando XRD at synchrotron.

In this Ph.D. thesis we knock down the technological barriers for the development of an innovating process of capture/liberation of ions assisted by electrolysis.

Firstly, we have to synthesize and characterize the LDH whose chemical structure, crystallinity and morphology make them good candidates for electrochemical measurements, capture and liberation of species with the electrolyte for charge compensation. The deposition has to be optimized onto the surface of the electrode to enhance the electrical charge transfer between the film and the electrode. dropwisely at a constant rate by means of a peristaltic pump until it reached a pH of 10. The slurry was then stirred during 24 h at 60°C for maturation. To eliminate impurities, the slurry was then centrifuged at 4000 rpm during 5 minutes. The supernatant was eliminated, and finally the material underwent a dialysis in deionized water for 5 days to remove impurities from the solution.

Many different

2 nd step: Dropcasting of the chemically synthesized LDH

After the dialysis, the slurry was put in suspension in ethanol and deposited on gold-patterned quartz substrates ( 9MHz-AWS, Valencia, Spain), for the preparation of working electrodes. The deposition of LDH films was carried out according to the dropcasting method described in the literature [START_REF] Vialat | Hybrid Co2Al-ABTS/reduced graphene oxide Layered Double Hydroxide: Towards O-2 biocathode development[END_REF][START_REF] Roto | Cyclic voltammetry of metal bipyridyl cations at redox active Ni-Al-Cl layered double hydroxide films[END_REF] onto the gold surface (surface area: 0.20 cm 2 ) of the gold-patterned quartz substrates. Around 10 μL of the LDH suspension was deposited and dried in air for a few hours. The film thickness was estimated to be around 500 nm (based on FEG-SEM measurements).
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The reason for using the gold-patterned quartz substrates of 9 MHz as working electrodes (WE) is twofold: (i) it allows the measurement of the frequency variation of the quartz resonator before and after the deposition of the LDH thin film, which is related to the deposited film mass using Sauerbrey equation (equation 2.2) and (ii) it enables both the measurement of the current and the electrogravimetric measurements by EQCM and acelectrogravimetry. [START_REF] Agrisuelas | Polymer dynamics in thin p-type conducting films investigated by ac-electrogravimetry. Kinetics aspects on anion exclusion, free solvent transfer, and conformational changes in poly(o-toluidine)[END_REF][START_REF] Escobar-Teran | Gravimetric and dynamic deconvolution of global EQCM response of carbon nanotube based electrodes by Ac-electrogravimetry[END_REF][START_REF] Gabrielli | Ac-electrogravimetry study of electroactive thin films. II. Application to polypyrrole[END_REF][START_REF] Toupin | Charge storage mechanism of MnO2 electrode used in aqueous electrochemical capacitor[END_REF] Thereafter, EQCM and ac-electrogravimetric measurements were realized in aqueous 0.1 M or 1M solutions of LiOH, KOH, CsOH and Na 2 CO 3 /NaHCO 3 . The pH of the solution was 2.5 according to the presence of Fe 3+ that is a Lewis acid. The LDH deposition was realized in a few seconds via a potentiostatic method with the application of a potential of -0.7V/SHE in deaerated solution with Argon while stirring.

Procedure of electrochemically

After the deposition, the patterned quartz substrate coated with the LDH was removed from the solution and rinsed with a KOH solution pH 10, otherwise the acidity of the solution would dissolute the LDH film. 

Structural and morphological investigation methods

This section is dedicated to the structural and morphological methods that were used for the characterization of LDH in this thesis. Particularly, the type of instruments and the preparation of the samples for the experiments are described. However, for non-conductive samples, the charge built up on the surface by the primary source of electron cannot be dissipated, resulting in bright images. To prevent this problem, samples can be sputtered with a very thin layer of metals (such as gold, gold/palladium, carbon) as a part of the sample preparation. 172

Scanning electron microscopy (SEM)

There are various types of electron guns. In comparison to thermiooonic electron guns, field emission guns (FEGs) provide enhanced electron brightness (approximately x 100) and longer lifetime. Furthermore, because of the lower electron energy spread (0.3 eV), the chromatic aberration is significantly reduced and probes smaller than 2 nm can be formed, thus, providing much higher resolution for SEM images. In this Ph.D. thesis, the morphology and thickness of the LDH thin films were investigated by FEG-SEM (Zeiss, Supra 55). Before the analysis, the samples were fixed onto an aluminum stub with a conductive carbon tape and sputter-coated with carbon.

Energy dispersive X-rays (EDX)

EDX is usually associated to SEM. When the primary electron beam reaches the sample (in the top few microns of the surface), it causes the excitation of the electrons of the atoms and the related production of X-ray photons whose energy is characteristic of the atoms. X-ray photons are collected, sorted by energy, counted and translated into electrical signal for display and processing. This technique enables the determination of the different atoms in the sample.

In this Ph.D. thesis, the elemental analysis was performed with an energy dispersive X-ray (EDX) detector associated to the FEG-SEM.

X-Ray diffraction (XRD) coupled to electrochemical techniques

X-ray diffraction is a technique used to characterize crystal structures that consist, ideally, of the infinite repetition of identical structural units in space, which can be either a single atom (such as in copper, silver or gold) or various atoms or molecules.

X-rays are short-wavelength electromagnetic radiations produced either by deceleration of high-energy electrons or by electronic transitions involving electrons in the inner orbitals of atoms. They are produced in a vacuum tube containing both anode and cathode (usually a tungsten filament) electrodes. The cathode is heated to provoke an electron emission and a high voltage is applied between both electrodes for the acceleration of electrons from the cathode to the anode and induce the emission of X-ray radiation from the anode (whose energy depends on the composition of the cathode; copper gives energy of 8 keV). During the interaction between the X-rays and the surface (Fig. 2.3), positive interference only occurs if the phase shift between two X-rays is a multiple of the wavelength of the X-rays (λ). Since the phase shift is 2dsinθ, with d is the period distance and θ is the incidence angle of X-rays. 177,172,178,179 The detector counts photons versus angle. The Bragg equation gives the relationship between the angle and the interatomic distance:

(2.1)

In this Ph.D. thesis, the crystal structure of the LDH samples was analyzed by using an Empyrean Panalytical Xray diffractometer (Cu Kα radiation, λ = 1.541 Å). In situ XRD measurements under polarization were performed with a home-made setup (Fig. 2.4). 

Thermogravimetric analysis (TGA)

Thermogravimetric measurement (TGA) is the measure of the mass variation of a sample over time for a given profile of temperature. This technique enlightens information about physical phenomena (phase transitions, absorption adsorption and desorption of water molecules within the sample) and chemical phenomena (chemisorption, thermal decomposition, solid-gas reactions).

For the determination of the chemical formula of the LDH, TGA enables the quantification of the number of water molecules. By using the scheme of decomposition for chemically synthesized LDH (Fig. 2.6), there are five steps depending on the increase in temperature. 

Electrochemical and (electro)gravimetric techniques

2.3.1 Quartz crystal microbalance (QCM)

Piezoelectricity

The quartz crystal can convert a mechanical stress into an electrical signal, which can be used to make a transducer or a sensor. 180 The piezoelectric transducer is a device that transforms an interaction at the modified electrode/liquid interface into a measurable electrical signal. 181 Microbalance operation is based on the piezoelectric properties of quartz. Piezoelectricity is a property of some materials with no center of symmetry that are electrically charged when a mechanical stress is applied (direct effect). Conversely, the application of a potential creates a reorientation of the dipoles in the acentric material (Fig. 2.7) causing its shear deformation (converse effect). 181,183,182 Of all the piezoelectric materials existing in nature or made industrially, quartz is one of the most commonly used. It is insoluble in water and resists to temperatures up to 573°C without losing its piezoelectric properties. 184 From its hexagonal prism structure (Fig. 2.8a) with six cap faces at each end, 185 it has trigonal trapezohedral crystal symmetry. Its three axes of symmetries compose an orthogonal coordinate system with Z axis called optic axis, X axis called electrical axis and Y axis called mechanical axis (Fig. 2.8c). 186,187 The cutting of the quartz crystal in different plane orientation can tune the mode of vibration and its frequency domain. In Figure 2.8b are shown different cuttings BT, CT and DT corresponding to a shear face mode having a resonant frequency around 1 MHz. 181 The main vibration modes include flexion, longitudinal, face shear and thickness shear vibrations. 180 The thickness shear vibration is associated with the AT-cut orientation of 35° 12' with respect to the Z axis and is commonly used for quartz microbalance sensors. The latter is used in this PhD thesis in the form of a thin disk with a diameter of 14mm for quartz crystal microbalance sensing. The quartz crystal microbalance, or piezoelectric transducer 188 is an attractive tool for gravimetric measurements.

Applications are found in many research fields such as chemical sensors 188,189 and biosensors. 190 The mass sample that is deposited onto the surface of this electrode can be measured through the change of the resonant frequency of the quartz resonator. The relationship between mass and frequency changes 191,182 was established by Sauerbrey 192 for a rigid, purely elastic and electroacoustically thin layer according to:

√ (2.2)
where Δf m is the frequency change of the quartz resonator, Δm is the mass change of the microbalance active surface (g), ρ q is the quartz density (2.648 g.cm -3 ), μ q is the shear modulus of a shear AT quartz crystal (2.947 x 10 11 g.cm -1 .s -2 ), f o is the fundamental resonant frequency of the quartz (Hz), S is the active surface on the quartz corresponding to the metal electrode deposited on it (cm 2 ) and k s is the theoretical sensitivity factor (Hz.g -1 .cm 2 ).

With a QCM operating at 9 MHz, the theoretical sensitivity factor calculated from the Sauerbrey equation is equal to 18.3x10 7 Hz.g -1 .cm 2 . The applied potential is strong enough to create a vibrational motion of the crystal at its resonant frequency.

The sensitivity factors of quartz crystal operating at 6, 9 and 27 MHz was determined by Bizet et al. 193 by electrodeposition of copper at different electrical current values. For the determination of the experimental , a cathodic current is applied to the gold electrode deposited on the quartz crystal in a Cu 2+ containing solution for the deposition of Cu 2+ ions to Cu o and causing a decrease in resonant frequency. The applied current is controlled through a galvanostat and the mass change, ∆m, is calculated by assuming that the efficiency of the reduction reaction of copper is equal to 100%.

(2.

3)

The number of moles of Cu o is:

(2.4)

Dividing by :

(2.5)

where j corresponds to the current density (A.cm -2 ), M is the molar mass of copper (63 g.mol -1 ), F is the Faraday's constant (96500 C.mol -1 ), n e-is the electron number. By inserting and the experimental into the following equation, is determined:

(2.6) At 9 MHz, the experimental mass sensitivity factor is equal to 16.31 (± 0.32)10 7 Hz g -1 cm 2 at an imposed current of 0.5 mA, a value which is in fairly good agreement with the theory. This experimental mass sensitivity factor is used throughout the present Ph.D. thesis.

Experimental set-up

In this Ph.D. thesis, the set-up used for measuring mass/frequency change of the film onto the electrode is a lab made microbalance developed at the LISE laboratory. A gold-patterned 9 MHz quartz crystal resonator (AWS, Spain) is inserted in an electrochemical cell and connected to a specific electronic circuit, the whole system being called an oscillator. Thus, it is possible to monitor the evolution of microbalance frequency f m , in real time through the GPES software.

Cyclic electrogravimetry (EQCM)

As mentioned in chapter 1, EQCM, also called cyclic electrogravimetry, is a method based on the coupling between cyclic voltammetry (CV) and gravimetric measurements through a QCM device. Using this method, the mass variations of the thin film coated the Au electrode (calculated from Sauerbrey's equation) is recorded during an electrochemical process.

Principle

Electrochemical measurements are carried out in a classical three electrode electrogravimetric cell. A potential is applied between the working (i.e. gold electrode of the QCM) and the reference electrode and varies at a constant 

Experimental set-up

The experimental set-up (Fig. The principle of EIS is to apply a sinusoidal potential perturbation ∆V of low amplitude around a stationary potential V s , at a certain frequency. With low amplitude, the electrochemical system is under stable condition with a low level of disturbance associated with frequency modulation. This helps the separation of the different reactions with different kinetics: fast phenomena occur at high frequencies while the slower phenomena are visible at lower frequencies. 197,194 The studied response is the variation of current ∆I. In general, electrochemical systems have a nonlinear current voltage I=f(V) characteristic curve. However, working only on a small portion of the so-called Lissajous curve, the relationship between ∆V and ∆I may be considered as linear. Thus, the response of the system ∆I is also probed as a sinusoidal current with low amplitude around a stationary value I s (Fig. 2.12). where |Z| is the impedance modulus, ratio of amplitudes between ∆V and ∆I; Re(Z) and Im(Z) are the real and imaginary parts of Z(ω), Φ is the phase angle between ∆V and ∆I, and j is the complex number (j 2 = -1).

Two diagrams illustrate the set of points: Nyquist (Fig. 2.13b) and Bode (Fig. 2.13c) diagrams. In the Nyquist diagram, each point corresponds to a certain frequency: the high frequency limit (HF) corresponds to the highfrequency resistance, often equal to the resistance of the electrolyte. The low frequency limit (BF), if obtained, corresponds to the polarization resistance. The Bode plot illustrates separately the module |Z| and φ the phase as a function of the logarithm of the frequency, log ƒ, (where ƒ= ω/2π).

The response current is the sum of Faraday's current, i f , and capacitive current i c . The faradic process characterizes the transfer of electrons at the electrode/electrolyte interface. The capacitive processes characterize the electrical charge at the interface that creates a double layer defined of a certain capacitance C d . Therefore, the electrochemical cell can be modeled by an equivalent circuit (Fig. 2.13a) comprising a double layer capacitance in parallel with a transfer resistance R t , and introducing in series an electrolyte with resistance R e . 181 Consequently, the electrochemical impedance of the equivalent circuit is as follows: Consequently, more than EIS, ac-electrogravimetry appears to be an attractive tool to deconvolute all the charged and uncharged fluxes at the electrode/electrolyte interface. In fact, ∆f m /∆E(ω) is not directly measurable but needs the measurement step of a third impedance ∆V ƒ /∆E(ω). A frequency/voltage converter is in fact used to convert the microbalance frequency signal ∆ƒ m into a measurable voltage signal ∆V ƒ for the multi-channel FRA-Solartron 1254. However, in order to perform effectively the demodulation frequency of a few Hz on a carrier signal of 9 MHz, the carrier is reduced to a few hundred Hertz to increase accuracy. The differentiation to decrease the carrier to a few hundred Hertz is done with a frequency synthesizer (Marconi-2023) and an electronic module. Then, it is possible to extrapolate ∆m from the ∆V f signal for a given configuration and type of measurement. This is achieved by calibrating the system before the measurement. The experimental method (Fig. 2.17) consists of:

Principle

Experimental method: ∆V

- The working electrode is polarized by the potentiostat at a chosen potential V' s . Then, the Solartron 1254 generator delivers a low amplitude sinusoidal perturbation ∆V' (superimposed to V') with modulation frequency f. The signal from the microbalance ƒ m is detected by means of a lab-made frequency/voltage converter 202,203 which subtracts a reference signal ƒ r , close to the frequency of the microbalance issued by the Marconi 2023 frequency synthesizer. Then, the ƒ m -ƒ r signal is converted into voltage V ƒ . If ƒ m varies, the converter delivers a voltage variation ∆V ƒ . The resulting signal ∆V ƒ and the current response ∆I of the working electrode are simultaneously sent to the FRA Solartron 1254, for the calculus of two transfer functions ∆V ƒ /∆V(ω) and ∆V/R t ∆I(ω).

∆V is the raw potential response which takes into account the electrolyte resistance, and R t is the resistance in the counter electrode circuit, which allows the current, ∆I to be measured. Usually, a 10 -2 Hz to 60 kHz frequency range is used to measure these transfer functions.

Calibration and corrections of ac-electrogravimetry technique

Calibration is schemed in Fig. 2.18. Firstly, the experimental electrochemical impedance is estimated from the raw transfer function ( as:

* + (2.11)
where R t is the resistance used in the counter-electrode circuit, incorporated in the potentiostat for measuring the current, and R e is the electrolyte resistance taken from the high frequency value of . As mentioned previously, the raw transfer function given by the 1254 FRA must be corrected to obtain the final mass/potential transfer function as:

(2.12)

Four different transfer functions are distinguished: the signal ∆e coming from the generator FRA 1254 permits the modulation of the frequency of the synthesizer Agilent 33205A and, also, the simulation of the frequency response from the microbalance. The global calibration transfer function has been determined by Gabrielli et al. 201 to evaluate the sensitivity of the frequency/voltage converter, to determine the linear frequency range and also, to measure the calibration file.


Figure 2.18 shows the modulus and the phase of the global calibration transfer function At low frequencies, the phase shift of is close to 0 and the modulus, |∆V ƒ /∆e|, is equal to 0.57. This result means that the dynamic sensitivity (∆V ƒ /∆ƒ s ) dynamic of the system is 29 mV.Hz -1 .

The useable frequencies, that is, where the system can be used without any correction, ranges from low frequencies to 1 Hz for this particular configuration. If measurements are expected above 1 Hz, a modulus and phase shift correction is necessary by using calibration curves such as those given in Figure 2.19. 

Data treatment of ac-electrogravimetry

Experimental data

From the experimental data, the transfer functions are calculated and taken into account in the fittings. Using the electrochemical impedance, the charge/potential TF is estimated with the function:

| 𝜔 𝜔 | (2.15)
The potential disturbance causes charge compensation within the film: species are transferred back and forth at the discretion of the sign (+ or -) of the disturbance signal.

Simultaneously, the reversible transfer of different species at the interface by potential disturbance provokes a sinusoidal variation of resonance frequency (i.e. mass variation of the deposited LDH) and enables the calculus of experimental electrogravimetric transfer function. The experimental partial transfer functions are calculated by eliminating the contribution of each of the charged species (an anion or a cation). For example, in a configuration where four species are taken into account: cation 1 (c 1 ), cation 2 (c 2 ), anion (a) and solvent (s), the contribution of each of the charged species are successively extracted from the global mass variation and compared with theoretical partial transfer functions. The extraction of the contribution of cation 1 is written as:

| 𝜔 | 𝑚 | (2.16)
The extraction of the contribution of cation 2 is:

| 𝜔 | 𝑚 | (2.17)
For the extraction of the anion, it comes:

| 𝜔 | 𝑚 | (2.18)

Fitting from Mathcad® simulation data

The fitting of the experimental TFs with the theoretical TFs (which will be described in the following) by using Mathcad® software (PTC Mathcad 15.0) allows the determination of pertinent information on the charge compensation process. The fitting procedure respects the strict criteria that a good agreement between the experimental and the theoretical function in terms of shape and frequencies was achieved. Specifically, the fitting of the data (at each applied potential perturbation) is performed by calculating the electrochemical impedance, charge/potential transfer function, global and partial mass/potential transfer functions at different modulation frequencies with different parameter values. The parameter values, that are to be determined by fitting, provide relevant information on the ion transfer characterized by the K i and G i parameters and identify the nature of the involved species involved in terms of their molar mass m i . Let us consider the following electroadsorption/desorption mechanism which can intervene in the electrochemical system:

(2.19) (2.20) where <P> represents a free site within or at the surface of the electroactive film, <P,C + > is the site occupied with a monovalent cation and <P,A -> is the site occupied with a monovalent anion. The k i are related to the transfer kinetic rates. Then, the instantaneous flux of each species J i can be written as follows:

For a cation:

( ) ( ) (2.21) 
For an anion:

( ) ( ) (2.22) 
where C i is the concentration in the film of cations or anions associated to the P sites, C i,max is the maximum concentration of P sites occupied in the film by cations or anions, and C i,min is the minimum concentration of P sites occupied by cations or anions. Under the effect of a sinusoidal potential perturbation, ΔE, imposed at the film/electrolyte interface, sinusoidal concentration fluctuations, ΔC i and flux J i are observed (with i = c 1 , c 2 , a or s) in the following form:

(2.23)

where d f is the film thickness, ΔJ i is the variation of the flux related to the species i crossing the film/electrolyte interface (mol.m -2 .s -1 ) and ΔC i is the variation of the concentration in the film (mol.m -3 ). In dynamic regime, the flux change ΔJ i is function of the potential E and the concentration of the species ΔC i can also be written as:

(2.24)

Then, the | transfer function can be calculated using the equations ( 23) and ( 24 where ω = 2πƒ is the pulsation, ƒ is the frequency of potential modulation and K i and G i are the partial derivatives of the flux with respect to concentration and potential, respectively.

Then, the "virtual" transfer function given in equation (2.25) allows the calculation of all the other measured transfer functions. Thus, the following theoretical expressions have been used to fit all the experimental transfer functions. From the equation (2.25) and considering four species involved in the electrochemical process (i = c 1 , c 2 , a and s), the following equations can be listed:

| 𝜔 ( ) (2.27) | 𝜔 ( ) (2.28) | 𝜔 ( ) (2.29) 
| 𝜔 ( )

(2.30)

Charge/potential transfer function

The charge/potential transfer function | 𝜔 calculated for the adsorption/desorption of two cations c 1 and c 2 and an anion a, using the Faraday number F can be written as follows:

| 𝜔 (2.31)

Replacing the equations (2.25) with the equation (2.31) gives:

| 𝜔 ( ) ( ) ( )
(2.32)

Electrochemical impedance

The theoretical electrochemical impedance can be calculated as follows:

| 𝜔 𝜔 (2.33)
Replacing the equation (2.25) with the equation (2.33) gives:

| 𝜔 ( ) ( ) ( ) (2.34)
In theory, if faradic reactions are present, the theoretical Faradaic impedance 𝜔 should be taken into account.

Electrogravimetric transfer function

The 

Introduction

Layered Double Hydroxides (LDHs) are a class of anionic clays whose structure is based on Brucite (Mg(OH) 2 )like layers, in which some of the divalent cations (M (II) ) were replaced by trivalent ones (M (III) ), resulting in positively-charged octahedral layers. 204,[START_REF] Cavani | HYDROTALCITE-TYPE ANIONIC CLAYS: PREPARATION, PROPERTIES AND APPLICATIONS[END_REF] The main properties of LDH compounds are thus directly linked to their composition, [START_REF] Delorme | Evidence of the influence of the cationic composition on the anionic affinity of layered double hydroxides[END_REF] structure, and morphology. Indeed, the broad versatility of metallic cations (Fe, Mg, Al, Ni, Co…) in the octahedral layers, combined with a charge density related to the M (II) /M (III) ratio in the Brucite layers 204,[START_REF] Cavani | HYDROTALCITE-TYPE ANIONIC CLAYS: PREPARATION, PROPERTIES AND APPLICATIONS[END_REF]205 results in anionic clays. These have a large range of Anion Exchange Capacity (200 <AEC meq/100 g < 400) as well as a wide variety of anions in their interlayers. [START_REF] Cavani | HYDROTALCITE-TYPE ANIONIC CLAYS: PREPARATION, PROPERTIES AND APPLICATIONS[END_REF]206 The literature shows several methods for synthesizing a broad range of particle sizes (1nm<d<10µm) of LDH with various morphologies [START_REF] Cavani | HYDROTALCITE-TYPE ANIONIC CLAYS: PREPARATION, PROPERTIES AND APPLICATIONS[END_REF][START_REF] Seron | Synthesis of layered double hydroxides (LDHs) with varying pH: A valuable contribution to the study of Mg/Al LDH formation mechanism[END_REF]207 leading to a large spectrum of specific surface area values up to ~100 m²/g. For these reasons, LDHs have attracted significant interest for industrial and environmental applications. 208,120,209,210,211,212,213 Low electronic conductivity LDH is the pivotal obstacle for the development of breakthrough electrochemical processes. The low electronic conductivity of LDHs 214 is claimed to be supplied by preparing thin films of LDH onto a working electrode surfaces (glassy carbon, platinum, gold, indium tin oxide (ITO)…) using different methods like solvent casting, layer-by-layer assembly or electrochemically assisted deposition. [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF]161,215,216 For an enhanced adherence and electron transfer onto the electrode, LDH clays can be obtained in an "indirect electrochemical" manner in the presence of any compound whose electrochemical reduction provides hydroxyl ions (OH -). 217,218 Reduction of water (H (I) /H (O) ), dissolved oxygen (O (O) /O (-II) ), or nitrate ions (N (V) /N (at the least IV) )

can supply the required hydroxyls to form these clays, but in practice LDH synthesis essentially takes place via nitrate reduction.

Indira and Kamath in 1994 106 were the first authors to report that kind of electro-assisted deposition method for the synthesis of Co/Al-LDH and Ni/Al-LDH 3:1. The electrochemical reduction of nitrate is nevertheless a complex reaction that can involve different mechanism involving a large number of intermediates and nitrogen compounds. The electrochemical transformation activity and selectivity to the desired products of nitrate are first of all highly dependent on the cathode material. 109,110,111 In most of the publications, LDHs were synthesized under potentiostatic conditions using Pt electrodes. In order to enhance nitrate sorption and limit hydrogen adsorption onto the cathode electrode, the electro-assisted deposition was also performed onto ITO, 113 Whatever the investigated cathode material and the electrochemical route, the OH -kinetic production at the interface is a parameter of prime importance. [START_REF] Gualandi | Electrodeposition of Layered Double Hydroxides on platinum: Insights into the reactions sequence[END_REF] According to low production of OH -, the LDH should be synthesized onto the electrode in two steps: the first one is the precipitation of the cation having the highest complexation coefficient for hydroxyl and the second is the formation of the LDH from the reaction between the hydroxyde initially formed and this other cation present in the electrolyte. If the production of OH -is fast, the LDH is formed in one step, with the concomitant precipitation of both metallic cations in the stoechiometric proportions of the synthesis solution. The later conditions is claimed to anable the synthetisis of uniform films of LDHs. For this purpose and for the deposition of pure and well-ordered LDH, the optimization of the applied potentiel, the time deposition, the divalent/trivalent metallic cations ratio, the supporting electrolyte and initial pH value is of a prime importance. For example, as notified by Tonelli's group, [START_REF] Scavetta | Electrosynthesis of thin films of Ni, Al hydrotalcite like compounds[END_REF] A more negative potential provokes the deposition of zinc metal or zinc hydroxide, and a less negative potential provokes the deposition of zinc oxide. Increasing the pH destabilizes the formation of the LDH phase, while decreasing pH promotes the deposition of other impurities. It is therefore of prime interest to investigate the formation mechanism of the LDH during the assisted electrochemical method for further electrochemical applications.

The aim of this chapter is to deepen the insight into the formation mechanism of a Ni/Fe-LDH on gold electrode and to examine all the reactions that take place during imposition of a cathodic potential by cathodic sweep. For this aim, we seek the different steps of reduction/precipitation of the species (nitrates, water and metal cations) by coupling electrochemical and gravimetric techniques (EQCM, ac-electrogravimetry) in nitrate and chloride supporting electrolytes. The oxidation state of the metal cations is evidenced. A special attention is paid on the assisted electrodeposition of Ni/Fe-LDH 6/2 that is known to be one of the most conductive LDHs, which enhances oxygen evolution reaction (OER) catalysis and applications in batteries. [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF] 3.2 Insights into the understanding of the assisted electrochemical synthesis

Electrolyte preparation and EQCM measurements

To isolate the mechanism of each metallic cation in the presence of nitrates during the electro-assisted deposition, three aqueous electrolytes were prepared:

-Blank solution of KNO 3 510 -1 mol/L in which HNO 3 was added to reach pH 2.5

-Electrolyte composed of Fe(NO 3 ) 3 410 -3 mol/L and KNO 3 4.8810 -1 mol/L (pH 2.5), thus containing Fe 3+ 410 -3 mol/L, NO 3 -510 -1 mol/L, K + 4.8810 -1 mol/L and H + 3.1610 -3 mol/L -Electrolyte composed of Ni(NO 3 ) 2 1.210 -2 mol/L and KNO 3 4.7610 -1 mol/L in which HNO 3 was added to reach pH 2.5, thus containing Ni 2+ 1.210 -2 mol/L, NO 3 -510 -1 mol/L, K + 4.7610 -1 mol/L and H +

3.1610 -3 mol/L

To understand the formation mechanism of the Ni/Fe-LDH with ratio Ni(II)/Fe(III)=6/2, both metal cations were added in the solution of nitrates with the accurate stoichiometry according to: Ni(NO 3 ) 2 1.210 -2 mol/L + Fe(NO 3 ) 3 410 -3 mol/L + KNO 3 4.6410 -1 mol/L (pH 2.5), thus it contains Fe 3+ 410 -3 mol/L, Ni 2+ 1.210 -2 mol/L, NO 3 -510 -1 mol/L, K + 4.6410 -1 mol/L.

To understand the effect of nitrates, three other solutions were prepared replacing NO 3 -by Cl -. HCl was added in chloride-based electrolytes to reach a pH of 2.5 (pH value of solutions containing Fe 3+ ) for a better comparison of data obtained in nitrate and chloride-based electrolytes.

EQCM measurements were conducted in a 3-electrode cell configuration, described in section 2.3.2.2. The reference electrode was mercury-mercurous sulfate electrode, and the potential was compared to SHE electrode.

The quartz polarization was conducted from 0.8 V to -1.3 V/SHE at 10 mV/s after electrolyte de-aeration with N 2 gas. The electrochemical and gravimetrical responses were analyzed. The applied potential used to deposit the LDH is lower than the potential of Fe(III) reduction into Fe(II). Let us record that the only specie that reaches the diffusion layer from the solution is Fe(III). Therefore, depending on the physico-electrochemical conditions at the electrode interface, the Fe species present at the electrode are either Fe(II) or/and Fe(III) ions. That will be discussed thereafter.

PhreeqC simulations

PhreeqC Interactive Version 3.5.0.14000 (released Febr. The thermodynamic data base used was llnl.dat.

Results and discussion

Blank solutions of KCl and KNO 3

Figure 3.1A shows the current-potential (I-V) curves of blank aqueous solutions KCl 510 -1 mol/L and KNO 3 510 -1 mol/L (at pH 2.5) (black and blue curves, respectively). In both solutions a reduction current peak named 1 is noticed. Current peak observed at -0.6V is ascribed to H + reduction according to (eq. 3.1), which is asserted as this peak gets more intense when the pH decreases (Fig 3 .2).

2H + + 2 e - H 2, E° = 0.000V/SHE (3.1) It is also noticed that peak 1 is twice more intense in chloride solution than in nitrate solution. This phenomenon should be caused by a more anodic consumption of H + in the slow kinetics of nitrate reduction at 0.01V/SHE (eq.

3.

2) that decreases the interfacial H + concentration. 109,110 From the potential at peak 1 and for more negative potentials, the pH should increase dramatically in both solutions. The hydrogen evolution reaction (HER) starts at around -1 V in KCl and is more cathodic in the KNO 3 solution as the pH is more basic, due to the nitrate reduction (eq. 3.2). 

Aqueous solutions of ferric ions in the presence of NO 3 -or Cl -

In Fe 3+ solutions (ferric iron nitrates or chlorides), pH value is 2.5 as Fe 3+ is a Lewis acid (pKa=9.3-9.5). 220 Figure 3.1A shows the I-V curve in ferric solution 410 -3 mol/L in presence of K + 4.8810 -1 mol/L and Cl -(green curve) or NO 3 -510 -1 mol/L (red curve). In both solutions, H + reduction characteristic peak numbered 1 (also visible in the blank solutions) is still noticed. It is nevertheless more anodic in ferric solutions, than in blank solutions. That can be attributed to the diffusion (and thus the reduction) at the interface of the H + related to the complexation of Fe 3+

with H 2 O in agreement with the acidity properties of Fe 3+ (eq. 3.3).

Fe 3+ + H 2 O  Fe(OH) 2+ + H + (3.3)
Compared to blank solutions, 4 additional cathodic current peaks 2, 3, 4 and 5 (figure 1A, red and green curves)

are iron species related. The less cathodic peak, peak 2, between 0.2V and 0.65V/SHE, is observed without any deposition onto the electrode (no mass variation). A fast calculated redox potential E(Fe 3+ /Fe 2+ ) in the experimental conditions using Nernst equation E = E°(Fe 3+ /Fe 2+ ) + 0.06log(Fe 3+ ) is 0.626V/SHE, which is close to the potential value of peak 2. Thus, this peak is related to the Fe (III) ions at the interface. The presence of nitrate ions in nitrate-based electrolytes shifts peak 3 versus more cathodic potentiels due to the complexation of part of Fe 3+ in agreement with PhreeqC simulations (eq. 3.4):

Fe(OH) 2+ + H + + NO 3 - Fe(NO 3 ) 2+ + H 2 O (3.4)
In agreement with PhreeqC simulations at pH 2.5, the two reduction plateaus observed after peak reduction 2 are characteristics of the Fe 2+ diffusion plateaus.

Let us now investigate peaks 3, 4 and 5 which are localized more catholically than peak 1. In the electrolytic solution of nitrates, depending on pH value, the produced ferrous ions, Fe 2+ , at the interface can be complexed with H 2 O. PhreeqC simulations clearly show (Fig. 3.1B) that free cation Fe 2+ is predominant at pH 9 and below.

At pH 10, the soluble ferrous complex cationic form Fe(OH) + is predominant according to the reaction 3.5:

Fe 2+ + H 2 O = Fe(OH) + + H + (3.5)
This reaction can be favored when the potential is more cathodic than the reduction potential of free H + (peak 1) at around -0.55V. The generated H + (reaction (3.5)) are reduced (peak 3). At pH 11, the soluble ferrous complex anionic form Fe(OH) According to pHreeqC simulations, Fe(OH) 2 is also partly soluble at the interface from this pH (and is more than 10 -4 mol/L from pH 10). Thus, both the Fe(II) hydroxide and oxide can be deposited at the interface as interfacial pH is increasing (as Fe(II) oxy-hydroxide). This pH should be reached from peak 3. That is why the mass of the film starts to increase dramatically at the same potential. It is noticed that the mass of the film becomes constant at a potential close to that of peak 4. The reason is perhaps due to the predominant speciation of ferrous complex anionic form Fe(OH) 3 -at high pH, which prevents the formation of Fe(II) oxy-hydroxide. Moreover, both the increase in cathodic potentials and the increase in pH in agreement with NO 3 -(and H 2 O) reduction reaction(s) are responsible for the decrease in the deposited mass in agreement with both Fe(II) oxy-hydroxide redissolution (at the interface between the coating and the electrolyte) and dehydration (at the interface between the coating and the gold surface, in agreement with bibliography. 218,221 With regard to FeCl 3 /HCl-based electrolyte, the pH value increase is firstly only responsible for continuous free H + reduction that starts from peak 1 when cathodic potential is applied. Thus, the pH value increases more slowly at the interface in the presence of chlorides than in the presence of nitrates. That is the reason why peak 3 associated with H + reduction reaction in agreement with eq. 3.5 (and in agreement with Fe (II) speciation in the pH value ranging from 8 < pH<10) is shown at more cathodic potential in chloride-based than in nitrate-based electrolyte. In agreement with PhreeqC simulations, peak reduction 5 is responsible for the reduction of Fe +II to Fe 0 (zero-valent iron), according to reaction 3.9:

Fe +II +2e -= Fe 0 (3.9)

where Fe(+II) represents all soluble species of ferrous iron.

At this potential, the film mass increases and does not reach a plateau. In the same range of potential, but in the presence of nitrates, the ferrous ion species reduction to Fe 0 should also occur but cannot be seen because of the HER. However, the predominant speciation of ferrous complex anionic form Fe(OH) 3 -, in the pH range above 12, could minimize/prevents the reduction of Fe(II) to Fe°; i.e the Fe(OH) 3 -complex should render Fe(II) reduction more cathodic (i.e Fe(II) reduction should shift towards the more cathodic potentials).

Aqueous solutions of Ni 2+ in the presence of NO 3 -or Cl -

Ni 2+ is a Lewis acid (pKa=9.86) 220 (however weaker than Fe 3+ ; pKa=9. 30-9.50). That is why, in Ni 2+ solutions in the presence of nitrates or chlorides, pH was decreased down to 2.5 by adding HNO 3 or HCl, respectively. Figure 3.3A shows the I-V curve in Ni 2+ 1.210 -2 mol/L solution in the presence of K + 4.7610 -1 mol/L and Cl -(green curve) or NO 3 -510 -1 mol/L (red curve). In both solutions, peak 1 is characteristic of free H + reduction. It is less cathodic in Ni 2+ solutions than in blank solutions. Compared to the blank solutions, 2 additional cathodic current peaks 6 and 7 (figure 3.3A) are characteristic of the nickel related species.

Below -0.4V/SHE, the interfacial pH increases due to continuous free H + reduction (that starts from peak 2).

PhreeqC simulation (Fig. 3.3B and 3.3C) shows that free cation Ni 2+ is predominant at pH 9 and below in the presence of nitrates and chlorides. In nitrates, 23% of the Ni 2+ is complexed by NO 3 -. In chlorides, only 1.3% of the Ni 2+ is complexed by Cl -. From pH 9 to pH 11, the soluble complex cationic form Ni(OH) + is predominant according to reaction 3.10: .10) In chloride solution, peak 7 (at -0.6V/SHE) is characteristic of the reduction of the generated H + . This peak is more cathodic in nitrate solution, probably because it takes more time to increase the interfacial pH due to the speciation with nitrates. This reaction is noticed at -0.65V/SHE.

Ni 2+ + H 2 O = Ni(OH) + + H + . ( 3 
At pH 12, the soluble complex anionic form Ni(OH) 3 -is predominant according to reaction 3.11:

Ni 2+ + 3H 2 O = Ni(OH) 3 -+ 3H + (3.11)
The three generated H + are reduced (peak 7). This event occurs at the same potential for chloride as for nitrate solutions, however with higher intensity in chloride. The production of Ni(OH) The aqueous soluble form of Ni(OH) 2 is also present from pH 11. Thus, both precipitates can be deposited at the interface as interfacial pH is increasing. The large increase in mass from 0.6 to 0.9V/SHE is in agreement with the attainment of the pH value of 11. The high intensity of peak 8 in the presence of chlorides may be the reason why the deposited mass is lower compared to that in nitrate solution. There was probably not enough diffused

Ni (II) species present at in the interface to precipitate. In mixed Ni 2+ and Fe 3+ solutions (composed of nitrates or chlorides), the pH reaches naturally 2.5 due to the presence of the Lewis acid Fe 3+ . Figure 3.4A shows the I-V curve in Ni 2+ 1.210 -2 mol/L and Fe 3+ 410 -3 mol/L in the presence of K + 4.6410 -1 mol/L and Cl -(green curve) or NO 3 -5.10 -1 mol/L (red curve). Peaks 1 and2 (accompanied by its diffusion reduction current) are still present, and are characteristic of the reactions that were detected with/for monometallic solutions: Fe 3+ reduction accompanied with the Fe 2+ reduction plateau, and free H + reduction. In chloride and nitrate solutions, we can also relate the presence of peak 6 to the H + reduction from reaction 3.10. It is located at the same potential as in the monometallic Ni 2+ solution with the same intensity.

PhreeqC simulation with both metals, pointed out that the presence of Ni(OH) + is predominant at pH 9. There are certainly other reactions that may take place, however they are silent regarding the low concentration of other species.

In nitrate solution, peak reduction current 8, at around -0.8 V/SHE, is close to the potential of peaks 4 and 6 related to the reactions 3.10 and 3.12, respectively. Thus, peak 8 should be related to both reactions that are enhanced when pH value reaches 12. It is asserted that the precipitation/co-precipitation of the oxy-hydroxide NiO and Ni(OH)2 takes place simultaneously at the electrode interface. The mass reaches a plateau and remains

constant, even at the potential of Fe +II reduction to Fe 0 , probably due to the presence of Ni in the film. In chloride solution, peak 9 is located at -0.93 V/SHE, near the potential of peak 5 and 7. In addition, the intensity is almost the sum of the intensities of peaks 5 and 7, related to reactions 3.10 and 3.12 respectively. Peak 8 is more cathodic than peak 9. The increase in pH value is slower in chloride. However, the pH should be also high enough for the deposition or the co-deposition of Ni(OH) 2 and Fe(OH) 2 .

The co-deposition of Ni(OH) 2 and Fe(OH) 2 is a first step for the LDH formation process, it is necessary that Fe III belongs to the co-deposited/precipitated structure. For this purpose, two hypotheses can be envisaged:

-The progressive reoxydation of Fe(II) within the coating (after the potential was stopped, the electrode -The co-precipitation of Ni(II)-Fe(III) on the deposited coating when the coating covered the gold surface and reached a certain thickness. Whatever the supporting electrolyte, the coating does not prevent H (I) reduction at the interface, i.e. it thus does not it does not prevent pH for increasing. It can nevertheless render the metallic elements less mobile at the interface. Moreover, the co-deposited Ni-Fe (oxy-)hydroxide should be non-conductive. Let us record thatFe(III) is still diffusing towards the electrode.

The increase in the coating could make some Fe(III) to co-precipitate with Fe(II) and Ni(II) or Fe(III) to integrate the structure via substitution, more probably, in the presence of nitrate in which pH reaches higher pH values than in the presence of chloride. This is what we investigate at constant pH in section It was not possible to characterize the structure of the deposited material directly through XRD measurements onto the 9MHz-gold patterned quartz substrate for several reasons: (i) the electrodeposited material is known to have a low crystallinity and is deposited onto a highly crystallized gold and quartz material, (ii) the thickness of the material is of a few hundred nanometers and (iii) the surface area is 0.2 cm 2 . Instead, ten samples were electrochemically synthesized and scraped to obtain enough powder.

The XRD pattern (Fig. 3.5) powder evidences a high intensity value of the baseline that should be due to the deposition of an amorphous material. It is also characteristic of the LDH structure. The diffraction peaks were indexed to a hexagonal lattice with rhombohedral 3R symmetry [START_REF] Cavani | HYDROTALCITE-TYPE ANIONIC CLAYS: PREPARATION, PROPERTIES AND APPLICATIONS[END_REF] with three reflection groups : (i) a series of basal (00l) reflections that corresponds to the structural stacking along the c-axis and allows determination of basal distance d (here 7.31 Å), which depends on the size of the intercalated anion. 222 The paramater c of the lattice equals 3d(003) (here 21.93 Å), (ii) the position of the (110) reflection that is correlated to the lattice parameter a = 2d(110) (here 3.09 Å), which coincides with the closest M-M distance in the hydrotalcite-like layers, (iii) the positions of the (01l)/(10l) reflections common to hydrotalcite-like compounds which depend on the polytype. These lattice parameters agree well with those reported in the literature. 223 3.6) shows that the electrodeposited LDH is constituted of nanowires, which is in agreement with the literature. [START_REF] Seron | Synthesis of layered double hydroxides (LDHs) with varying pH: A valuable contribution to the study of Mg/Al LDH formation mechanism[END_REF] By EDX analysis, electro-assisted synthetized LDH has a cationic Ni/Fe ratio evaluated to 73%/27% as expected during the synthesis of LDH (averaged on 3 spots). shows 4 cycles of elec-Ni/Fe-LDH from which the system already reached a steady state in terms of mass and current. Broad cathodic and anodic peaks with respective potentials at 0.52 V/SHE and at 0.60 V/SHE indicate the reduction and oxidation of Ni sites into the material. [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF] The observed high peak separation denotes a charge transfer resistance that can be related to the known electronic transport within the LDH structure due to an electron hopping mechanism between adjacent nickel centers 224 although Fe also plays a role in this hopping process. [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF] The OER starts at 0.65 V/SHE and the current is positive from 0.71 V/SHE to 0.65 V/SHE during the cathodic sweep.

Electrochemical and electrogravimetrical investigations of the thin film of LDH by EQCM

The film undergoes a mass depletion followed by a mass increase during the anodic sweep, and a mass depletion followed by a mass increase during the cathodic sweep. In agreement with the electroactivity of the Ni 3+ /Ni 2+ redox couple in the LDH structure. During the anodic sweep, a mass increase should be due to both OH - intercalation into the interlayer spacing and OH -sorption onto the basal surface of the LDH particles related to an increase of the charges within the layers. In addition, the mass decrease during the anodic sweep should result in the deintercalation of water or desorption of K + , because of the presence of a positive capacitive current. However, EQCM only provides an overview of the global transferred mass and cannot give precise information on the nature of the transferred species. It is challenging to deconvolute each species contribution into gravimetric and dynamic components with EQCM results as the global cyclic electrogravimetry response is recorded at a certain potential scan rate (i.e. at certain kinetics). Therefore, coupling EQCM and electrochemical impedance spectroscopy techniques (ac-electrogravimetry) was performed. 𝜔 permit the separation of the ionic contributions, however, without any possibility to identify the involved ionic species. Figure 3.9(a) shows two merged loops at intermediate and low frequencies, attributed to any of the ionic species present in the electrolyte.

Advanced electrochemical and electrogravimetrical investigation

The kinetic parameter of interfacial transfer (K i ) and the parameter related to the ease of interfacial transfer (G i )

were determined for the two ions by fitting the experimental data with equation equation (2.32) and were used in the ensuing fittings of (2.36). The simulation and fitting of the experimental mass/potential transfer function 𝜔 confirm that three different species are involved. .15) In this way, ambiguities concerning various different models of contribution could be excluded.
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Elec-Ni/Fe-LDH 6/2 in aqueous KOH 1 mol/L as a function of the applied potential

The same fitting procedure and validation control were operated for different applied potentials (0.61 V, 0.635 V and 0.66 V/SHE) corresponding to the potential range where species are transferred from/to the film. The parameters K i , G i and were estimated for all of them. Based on the K i values (Fig. 3.9a), the flux of OH - ion is faster than the counterflux of K + ion at each potential. The flux of free solvent is in the same direction as the flux of OH -. Water molecules are the slowest species at 0.61 V/SHE and becomes progressively faster to become the fastest species at 0.66 V/SHE.

The calculated Rt i (Fig. 3.9b) classifies the transfer resistance of each species as follows: Rt i (K + ) > Rt i (OH -)

Rt i (H 2 O). This transfer resistance is the highest for OH -and its kinetics is the lowest. This information is in good agreement with the intercalation process of OH -into the interlayer space. K + cations are slower and more hardly transferred than OH -and water, in good agreement with the hypothesis of a less favorable transfer of cations than intercalation/deintercalation of water molecules and free water molecules. and from the relative exchanged mass variation for each species (eq. 3.17):

Evolution of the relative concentration per volume unit, C

(3.17)

From 0.61 V to 0.66 V (i.e. from more cathodic to more anodic potentials), ac-electrogravimetry can deconvolute the concentration and mass variation of all the transferred species. Water molecules are 8.5 times more transferred than OH -from the electrolyte to the elec-Ni/Fe-LDH whereas K + is two times less transferred from the LDH to the electrolyte compared to that of OH -. However, ac-electrogravimetry technique could not be performed for potentials lower than 0.61 V/SHE as the mass was not stable, and thus it was not possible to explain what occurs during the mass depletion of the anodic sweep.

For the confirmation of each determined transferred species (K + , H 2 O and OH -) and also for a better insight regarding the specific sites of transfer, complementary techniques have to be performed onto the LDH; i.e. EDX and XPS analyses and in situ XRD under polarization. The low crystallinity and specific morphology of the elec-Ni/Fe-LDH could be responsible for the nature of such transfer of species. Although the ac-electrogravimetry technique permits the deconvolution of the species transfer, it does not allow to understand the phenomena that occur more cathodically (in the potential range 0.52 V/SHE to 0.61 V/SHE)

Conclusion

Free H + reduction is mainly responsible for the increase in pH in the considered solutions. The Fe III , Fe II and Ni II cation speciation, when complexed to H 2 O, also play a role in the progressive increase in pH value at the interface. The anion has also a role in the pH variation. The speciation between Cl -and Fe II is facilitated, as well as the speciation between NO 3 -and Ni II , which can prevent the speciation with H 2 O and the production of H + .

Due to nitrate reduction reaction in agreement with eq. 3.2, the presence of nitrates enables the increase in pH at less cathodic potential. This additional reaction enables the formation of LDH at the surface. In monometallic Fe(III) solution containing chlorides, Fe° is deposited. The presence of Ni (II) enables a higher variation in pH for the LDH electro-assisted deposition. However, the deposited mass is lower; probably because the reached pH value is quite smaller than in nitrate-based solutions.

Another remark is the deposition of iron-based LDH with oxidation state (+II) and (+III). Further XPS and XRD analysis under preserved atmosphere just after the synthesis should explain the structural behavior. Experiments via coupled XRD analysis operando should help us for further in depth investigation of the coating mechanism.

In depth investigation of the current and mass potential curves led to select the appropriate supporting electrolyte as well as the applied potential for the obtainment of an Ni/Fe-based LDH 6/2 coating.

For the first time, this study investigated all the redox reactions as well as both the related ionic and water transfers using nano-elec-Ni/Fe-LDH 6/2 via electrochemical and electro-gravimetrical characterization.

The reversible Ni(II)/Ni(III) redox reaction was evidenced through I-V response, and a related complex transfer of species was evidenced with EQCM. For the deconvolution of all the transfer mechanisms, ac-electrogravimetry was performed and evidenced that the flux of 1 OH -is accompanied by a flux of 8.5 H 2 O in the same direction and with a faster kinetics and a counterflux of 0.5 H 2 O with a slower kinetics. H 2 O and OH-are probably intercalated/deintercalated into/from the interlayer spacing, while K + should be adsorbed due to a capacitive phenomenon. The latter phenomenon is in agreement with the cationic adsorption that was already observed for Mg/Fe-LDH 4/2 (appendix A), and evidences again the property of mix cation/anion exchanger of the LDH.

Ac-electrogravimetry technique permits the deconvolution of the species transfer from 0.61 V/SHE to 0.66 V/SHE but does not allow to understand the phenomena that occur at lower potentials (in the potential range 0.52

V/SHE to 0.61 V/SHE).

For the confirmation of the intervention of K + , H 2 O and OH -in the transfer mechanism, and also for a better insight regarding the specific sites of transfer, complementary analyses have to be performed onthe LDH, i.e.

EDX and XPS analyses and in situ/operando XRD under polarization. In situ/operando XRD under polarization enables to observe the basal distance, however, this observation is complicated onto the elec-Ni/Fe-LDH thin film as it is not well crystallized. Also, the EDX and XPS analyses permit the identification of the adsorbed cations onto the surface, however, it is not possible to assert if cations would be adsorbed onto the LDH or onto impurities within the thin film.

To elude this problem and deepen the characterizations, it is necessary to study the properties of the chemically synthesized Ni/Fe-LDH 6/2 (chem-Ni/Fe-LDH 6/2). Despite the lower electronic charge transfer inherent to the less adherent film onto the LDH, this material has the property to be highly pure and crystallized.

100 101 Chapter 4 In situ study of redox reactions and ionic transfer in thin films of Ni/Fe-based layered double hydroxide under polarization in KOH 1 mol/L

Introduction

In this chapter, we want to solve the low crystallinity issue encountered for elec-Ni/Fe-LDH (chapter 3) that prevents the confirmation of the transfer mechanisms by complementary experimental techniques. To deepen the characterization. To deepen the characterizations, it is necessary to study the properties of the chemically synthesized Ni/Fe-LDH 6/2 (chem-Ni/Fe-LDH 6/2). Despite the lower electronic charge transfer inherent to the less adherent film onto the LDH, this material has the property to be highly pure and crystallized.

For wide applications in terms of energy storage or water treatment, the reversibility of the ion transfers between the electrolyte and the basal spacing needs to be further investigated. A reversible ion transfer is actually controlled by tuning the oxidation state of the metallic sites to reversibly modify the positive charge excess within the layers. This phenomenon depends on the electrochemical accessibility of the redox-active transition cations (ex : Co 3+ /Co 2+ , Ni 3+ /Ni 2+ , Fe 3+ /Fe 2+ etc…) that participates in an electron hopping mechanism. 99 The low electronic conductivity performance of the LDHs 214 is promoted by preparing thin films of LDH coated on a working electrode surface (glassy carbon, platinum, gold, indium tin oxide…) by solvent casting, layer-by-layer assembly or electrochemically assisted deposition. [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF]161,215,216 A few studies explored the reversible ion transfer phenomenon related to the cyclic oxidation/reduction of electroactive cations within the layers. 161,[START_REF] Roto | Electrochemical quartz crystal microbalance study of mass transport in thin film of a redox active Ni-Al-Cl layered double hydroxide[END_REF]225,164,226,153 Each of them could evidence the reversible intercalation of anions. Among them, some could also evidence the contribution of cations, 161,[START_REF] Roto | Electrochemical quartz crystal microbalance study of mass transport in thin film of a redox active Ni-Al-Cl layered double hydroxide[END_REF]164,153 and propose some hypotheses concerning the nature of the species. A publication suggests the transfer of electrolytic cations, 164 another one advances anion intercalation/sorption influenced by the electrolytic cations. 161 There is also evidence of a transfer of ion pair 153 as well as the loss of some water molecules from the LDH basal spacing accompanied with a loss of protons from the LDH lattice. [START_REF] Roto | Electrochemical quartz crystal microbalance study of mass transport in thin film of a redox active Ni-Al-Cl layered double hydroxide[END_REF] The redox reactivity of LDHs remains challenging to characterize probably due to a duality of adsorption surfaces sites in agreement, by analogy, to cationic clay minerals. 227,228,229,230,231,232,233,234 Indeed, basal surfaces of cationic clay minerals have a permanent negative charge arising from isomorphic cationic substitutions whereas edge surfaces have a variable proton surface charge arising from hydroxyl functional groups. The redox reactions involving the redox-active transition cations lead to the modulation of the electric charge of the layers. For nontronite 2/1, the negative charge increase due to Fe(III)

to Fe(II) reduction is balanced by adsorption of cations into the clay interlayers as well as a specific sorption of H + from the solution. Prevalence of one compensating mechanism over the other is related to the growing lattice distortion induced by structural Fe(III) reduction. At low reduction levels, interlayered cation adsorption dominates and some of the incorporated protons react with structural hydroxyl groups, leading to a dehydroxylation of the structure. 235 In addition, the reactivity of edge surfaces is strongly influenced by the net proton surface charge, which depends on pH and ionic strength, with respect to Brønsted-Lowry acid-base theory, through the following reactions:

≡M-OH + H +  ≡M-OH 2 + (4.1) ≡M-OH  ≡M-O -+ H + (4.2)
where M is a metal cation constituting the layered sheets and consequently the clay edge surfaces. It implies the sorption of both cations and anions onto edge surfaces depending on the pH at the clay interface. In agreement with reaction 2, for pH  pH PZNC (pH of zero point of net charge (ZPNC)), the species ≡M-O -predominates, leading to the cation sorption on edge surfaces.

By analogy to cationic clay minerals, the redox reactions involving the structural transition cations of LDH should lead to the modulation on the positive electric charge of the layers and thus induce the modulation of the anionic transfer capacity and, to a lesser extent, a desorption of H + from structural OH groups to maintain electroneutrality. The reactivity of the edge surfaces should also be strongly influenced by the net proton surface charge.

To attribute the phenomena postulated by analogy with cationic clay minerals, the modification of the structural charge of the LDH, via oxidation/reduction of a part of redox active cations constituting the layers makes it possible to demonstrate the presence of the anionic exchange sites. The use of a solution having a pH largely superior to pH PZNC should allow to differentiate the anionic transfer into the interlayer space from the external basal sites and the edge surfaces where the cation sorption takes place.

For this purpose, electrochemical techniques appear well suited. Indeed, it allows redox transition of LDH active cations as well as the modulation of the pH value at the solid-surface via electro-catalytic properties of LDHs versus water oxidation/reduction. 236,237,238 In addition, ac-electrogravimetry method which couples electrochemical impedance (intensity/potential transfer function) and mass/potential transfer function measurements allows the identification of exchanged species, in terms of anions, cations or neutral species as well as their molar mass, ease/difficulty of transfer, exchanged concentration and exchanged mass for each species at different potentials. In such a way, this technique has already been validated in studying oxide materials 239 and conductive polymers. 240 This study brings insights on the mechanisms of the interfacial redox reactions by exploiting ac-electrogravimetric methodology.

A special attention is paid on Ni/Fe-LDH 6/2 that is known to be one of the most conductive LDH and whose electroactive Ni can be reversibly switched to the (+II) and (+III) oxidation states under polarization. [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF] The use of nano-Ni/Fe-LDH 6/2 tends to enhance the number of the transfer sites (i.e intercalation sites and adsorption sites onto both edge and basal surfaces). Since Ni/Fe-LDH has a pH PZNC equal to 8, this work was conducted in KOH 1 mol/L solution whose pH value is higher than pH PZNC to induce the cationic sorption onto the LDH border sites.

The catalyzed oxidation reaction of water 157,241,242,243 enabled the modulation of the pH value at the LDH/electrolyte interface.

For the first time, the nature of each reversibly transferred species (anion, cation and water molecules) related to the redox reactions was identified, and the species kinetics were determined. EDX and XPS analyses confirmed the electrosorption of cations, corroborating the pseudo-capacitive properties of a mix cation and anion exchanger. The electro-catalytic properties of the interlayered water molecules were pointed out. In addition, in situ XRD under LDH polarization has especially contributed to our current-day understanding of LDH hydration during cyclic oxidation/reduction (to investigate the transfer of water molecules from/to the interlayer space). The powder XRD pattern of Ni/Fe-LDH (Fig. 4.1) is characteristic of the LDH structure. The diffraction peaks were indexed to a hexagonal lattice with rhombohedral 3R symmetry [START_REF] Cavani | HYDROTALCITE-TYPE ANIONIC CLAYS: PREPARATION, PROPERTIES AND APPLICATIONS[END_REF] with three reflection groups: (i) a series of basal (00l) reflections that corresponds to the structural stacking along the c-axis and allows determination of basal distance d (here 7.64 Å) which depends on the size of the intercalated anion. 222 The parameter c of the lattice equals 3d(003) (here 22.92 Å), (ii) the position of the (110) reflection that is correlated to the lattice parameter a = 2d(110) (here 3.08 Å) which coincides with the closest M-M distance in the hydrotalcite-like layers, (iii) the positions of the (01l)/(10l) reflections common to hydrotalcite-like compounds which depend on the polytype. These lattice parameters agree well with those reported in the literature. 223 FEG-SEM micrographs show that synthesized LDH is constituted of nanoplatelets with particle size close to 80 nm (Fig. 4.2b) which is in agreement with the literature. [START_REF] Seron | Synthesis of layered double hydroxides (LDHs) with varying pH: A valuable contribution to the study of Mg/Al LDH formation mechanism[END_REF] The thickness of the film was also measured with FEG-SEM (Fig. 4.2a) and is estimated to be around 500 nm after a deposition of 24.51 µg on a 0.2 cm 2 gold electrode.

FEG-SEM, EDX and XPS analyses

Calibrated EDX analysis (Fig. 4.2c) was performed on a thin film of LDH dried on quartz coated with gold. The Ni/Fe cationic ratio equals 76%/24% as expected during the synthesis of the LDH.

XPS survey spectrum (see Fig. 4.3) shows that no contribution around 400 eV is detected (N1s photopeak)

confirming that nitrate ions are no present in the LDH film. 

Thermogravimetric analysis

The number of water molecules present in the interlayer spacing was estimated by TG analysis (Fig. recorded. The oxidation and reduction current peaks increased with the number of cycles indicating a rise in the number of redox active Ni sites, probably owing to a higher conductivity of some irreversibly oxidized Ni (+III) clusters that enhance the conductivity. 149,150,151,152 indicate the reduction and the oxidation of Ni sites into the material, respectively. [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF][START_REF] Friebel | Identification of Highly Active Fe Sites in (Ni,Fe)OOH for Electrocatalytic Water Splitting[END_REF] The peak separation is 106 mV comparable to the 98 mV value found in literature [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF] on platinum electrode coated with Ni/Fe-LDH 6/2 which denotes a slow charge transfer. This phenomenon can be related to the known electronic transport within the LDH structure due to an electron hopping mechanism between adjacent nickel centers 224 although Fe also plays a role in this hopping process [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF] .

The low percentage of activated Ni sites is confirmed with the low charge transfer. From potential cycle number 40, the charge is estimated from the integration of the cathodic peak to be equal to 0.27 mC corresponding to )

The Ni/Fe-LDH 6/2 film undergoes a mass increase followed by a mass depletion during the anodic sweep, and a mass increase followed by a mass depletion during the cathodic sweep (Fig. 4.5). In agreement with Ni(II) oxidation to Ni(III) within the LDH structure, the resulting modification in the redox state should induce OH - intercalation into the interlayer spacing. In addition and in agreement with the electrocatalytic behavior of the coated LDH for H 2 O oxidation, the resulting pH variations at the interface, from above pH ZPNC to pH ZPNC (i.e. from pH  pH ZPNC to pH≈pH ZPNC ), should result in modification of the charge sign at edge surfaces (Reaction (4.2)) and consequently in the electrodesorption/electrosorption of K + at edge surfaces of the LDH nanosheets.

However, EQCM only provides an overview of the global transferred mass and cannot give precise information on the nature of the transferred species. It is challenging to deconvolute each species contribution into gravimetric and dynamic components with EQCM results as the global cyclic electrogravimetry response is recorded at a certain scan rate (i.e. at certain kinetics of transfer). [START_REF] Escobar-Teran | Gravimetric and dynamic deconvolution of global EQCM response of carbon nanotube based electrodes by Ac-electrogravimetry[END_REF]171,244 Therefore, ac-electrogravimetry study which couples EQCM and electrochemical impedance spectroscopy was conducted.

Ac-electrogravimetric investigations 4.4.1 Ni/Fe-LDH 6/2 in aqueous KOH 1 mol/L at a given applied potential

After 50 potential cycles from +0.45 V to +0.71 V, ac-electrogravimetry was performed at different potentials to gain insights into the (i) dynamic behavior of each charged and uncharged species transfer at the interface, (ii) identifying the nature of each transferred species and (iii) evaluating their respective concentration variation and kinetics as a function of the applied potential.

The fitting of the experimental charge/potential transfer function (Eq. 2.31) permits the separation of the ionic contributions, however, without any possibility to identify the involved ionic species. Fig. 4.7a shows two loops, one at high frequencies and the other at low frequencies. They are attributed to the interfacial transfer of two different ionic species present in the electrolyte. Their kinetics of transfer is not sufficiently different from each other to appear as completely separate loops.

However, the kinetic parameter of interfacial transfer (K i ) and the parameter related to the ease/difficulty of interfacial transfer (G i ) were determined for the two ions by fitting the experimental data with (equ. 2.31) and were used in the fittings of mass/potential transfer function (eq. 2.36)). This fitting shows that three different species are involved. This transfer function permits the identification of the ionic species and also solvent molecule if there is any. Fig. 4.7b evidences a first loop appearing in the third quadrant at high frequency.

It is noted that the loops in the third quadrant are characteristic of cation contribution or free solvent molecules in the same flux direction. 167,[START_REF] Gabrielli | Ac-electrogravimetry study of electroactive thin films. II. Application to polypyrrole[END_REF] Another contribution also appears at intermediate frequencies in the third quadrant highlighting the challenge in the exact identification of species. Although small, a third contribution appears in the fourth quadrant at low frequency. Contributions in the fourth quadrant are characteristic of an anion contribution or free solvent molecules in the same direction than the anions. The fitting of the experimental data in Fig. 4.7b with (eq. 2.36) evidences the nature of the three species. K + (Ion 1 Fig. 4.7a) is transferred at high frequencies and OH -(Ion 2 Fig. 4.7a) at low frequencies which confirms the configuration of two ions determined by the TF (Fig. 4.7a, fitting of charge/potential transfer function using (eq. 2.31), water molecules are transferred in the same direction than the cations. 
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Re(m/) (g.cm -2 .V -1 ) 0.1Hz -4 -3 -2 -1 0 1 -5 -4 -3 -2 -1 0 1 H 2 
In the presented model, two theoretical partial functions (Eq. 4.3 and 4.4) were compared to the experimental partial functions. One was calculated by removing the OH -contribution (Fig. 4.7c):

| [ | | ] (4.3) 
And the other by removing the K + contribution (Fig. 4.7d):
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In this way, ambiguities concerning various models of contribution could be excluded. )
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Ni/Fe-LDH 6/2 in aqueous KOH 1 mol/L at different potentials

The same fitting procedure and validation control were operated for all the studied potentials from +0.575 V to +0.675 V corresponding to the potential range where species are transferred from/to the LDH film. The parameters K i , G i and were estimated for all of them. Based on the K i values (Fig. 4.8a), the K + ion is the fastest of the three species exchanged at each potential, followed by H 2 O and OH -. The calculated Rt i (Fig. 4.8b) classify the transfer resistance of each species as follows: Rt i (OH -) > Rt i (H 2 O) Rt i (K + ). This resistance of transfer is the highest for OH -and its kinetics is the lowest. This information is in good agreement with the intercalation process of OH -into the interlayer space. K + cations are faster and more easily transferred especially at more anodic potentials (more than 0.625 V/SHE), in good agreement with the hypothesis of electroadsorption onto more accessible sites like LDH edge surfaces. Adsorbed K + desorb once the interfacial pH decreases and tends to the pH PZNC value during the anodic sweep. That will be discussed thereafter. From 0.575 V to 0.675 V/SHE, K + and water molecules are transferred from the LDH to the electrolyte whereas OH -is transferred from the electrolyte to the LDH when the material is oxidized. The relative exchanged mass variation for each species is obtained with equation (4.5): (4.5) and is represented in Fig. 4.9b. Both mass variations in the cathodic and anodic branches of EQCM were averaged and compared to the total exchanged mass found with the ac-electrogravimetry technique (Fig. 4.9c).

Both mass variations plotted in Fig. 4.9c present the same slope from 0.575 V to 0.650 V which evidences the accuracy of the developed model, at least for the studied potential range.

However, the rising mass of the EQCM data from 0.650 V to 0.675 V does not perfectly fit with the acelectrogravimetry data, which could be attributed to the occurrence of possible non-reversible reactions. The most probable one is the interlayered oxygen evolution reaction in the potential range [0.650; 0.675] V. The assumption is that interlayered water molecules are oxidized leading to the generation of O 2 molecules and H + that are released from the interlayer space. Once the oxygen evolution reaction is stopped, water molecules return into the interlayer space by diffusion.

The two concomitant mechanisms of intercalation/deintercalation of water and probable oxidation catalysis of water molecules into the interlayer spacing will be explained in the discussion section.

For a better insight regarding the specific sites of each determined transferred species (K + , H 2 O and OH -), complementary techniques were performed on the sample; i.e. EDX, XPS analyses and in situ XRD under LDH film polarization. It is noted that both anions and cations are detected in the electrogravimetric study which were tentatively attributed to the species contributing to charge compensate a redox process and a capacitive process. Therefore, to confirm the electroadsorption of cations (capacitive process) onto the LDH nanosheets, EDX and XPS analyses were performed on a thin film of LDH deposited on the gold electrode of a quartz resonator (i) before any experiment, (ii) after the immersion in KOH 1 mol/L for 40 minutes and (iii) after 40 cycles of polarization from Binding Energy (eV) 0.45 V/SHE to 0.72 V/SHE at 10 mV/s in KOH 1 mol/L. Before analyses, LDH films that were in contact with KOH 1 mol/L were rinsed in NaOH 10 -4 M to eliminate the excess of KOH. The EDX and XPS spectra shown in Fig. 4.10 do not evidence the presence of potassium ions in LDH thin film neither before immersion nor after a simple immersion (40 min) in KOH 1 mol/L. On the contrary, potassium was detected in the film having undergone 40 cycles of Ni oxidation/reduction in KOH 1 mol/L by both EDX and XPS analyses; i.e. both (i) down into the LDH bulk material and (ii) onto the surface (10 nm) of the LDH film. These findings evidence the electro-adsorption of potassium cations onto the nano-porous material. Analyses were first conducted on (i) gold-coated mylar film (Fig. 4.11a, black line) and (ii) dried LDH particles deposited on gold-coated mylar film (Fig. 4.11a, red line). The faced-center cubic 245 gold is illustrated by the small broad band at 2θ = 23° and the diffraction peaks at 2θ = 26°. The position of ( 003) and ( 006) peaks of the LDH can be clearly evidenced around 11.5° and 23° (2θ), respectively.

EDX and XPS analyses

In situ XRD analysis

Analyses were then conducted in KOH 1 mol/L solution after 40 cycles of polarization, successively (i) at 0.640 V (oxidation of some Ni(II) sites, Fig. 4.11b, blue line) and (ii) 0.450 V (reduction of Ni(III), Fig. 4.11b, red line). Analyses were performed five times. In the range from 22° to 24° in 2θ, the (006) peaks present a rather low signal to noise ratio due to the substrate (Fig. 4.11a). The gold characteristic diffraction peak at 2θ = 26° remained at the same position whatever the potential imposed. Thus, it was used as an internal reference to investigate the (003) LDH diffraction peak behavior; i.e. to investigate the basal distance evolution versus the applied potential. 

Discussion

The investigation of the ac-electrogravimetric behavior of nano- Fe bond contraction is rather explained because of the lattice contraction that accompanies Ni oxidation imposes a stronger ligand field on the Fe(III) centers, thereby inducing crossover from a high-spin electronic structure to a low-spin state. 247 Fe-O distances of ~1.9 Å are consistent with low-spin Fe(III). 248 Moreover, by analogy to cationic clay minerals, the nature and the strength of forces that a water molecule experiences depend on its position within the pore space, that is here the distance to the LDH surfaces. [START_REF] Likos | Pore-scale analysis of bulk volume change from crystalline interlayer swelling in Na+-and Ca2+-smectite[END_REF] In clay minerals, crystalline swelling is controlled by a balance between strong forces of attraction and repulsion [START_REF] Kittrick | INTERLAYER FORCES IN MONTMORILLONITE AND VERMICULITE[END_REF][START_REF] Norrish | THE SWELLING OF MONTMORILLONITE[END_REF] and is more easily modeled by considering potential energies of attraction and repulsion. [START_REF] Laird | Model for crystalline swelling of 2:1 phyllosilicates[END_REF] in good agreement with those provided by Stucki et al. 249,250,251 In situ XRD under polarization has especially contributed to our current-day understanding of LDH hydration during cyclic oxidation/reduction. In addition, let us note that, EQCM revealed an irreversible redox reaction that was attributed to the O 2 evolution reaction according to the following equation ( 4 The produced oxygen can be whether totally expulsed or partly sorbed into the macroporosity of the nanomaterial.

Concomitantly during the anodic sweep, the catalyzed oxygen evolution reaction leads to a decrease of the interfacial pH and allowed cation desorption from the negatively charged external surfaces. During the backward cathodic scan, when the current canceled, oxygen evolution reaction stopped. The interfacial pH became equal to the one of the bulk solution and allowed cation sorption on the external negatively charged surfaces. This phenomenon was evidenced by EDX and XPS analyses (K detection), in agreement with the following equation 

Conclusion

For the first time, this study investigates electrochemical reactions as well as both the related ionic and water transfers using of Ni/Fe-LDH 6/2 via electro-gravimetrical characterization. Experiments were specifically conducted under polarization in KOH 1 mol/L to differentiate the associated specific transfer sites (i.e. adsorption sites onto both edge and external basal surfaces, and intercalation sites). For a better insight, complementary techniques were performed by EDX and XPS analyses and in situ XRD under polarization.

Reversible Ni oxidation and reduction was observed using EQCM with a slow charge transfer. After 40 cycles, the film mass variation was reversible however complex.

Ac-electrogravimetry methodology allows identification of the nature of the charged and uncharged species as Chapter 5

Operando XRD coupled to electrogravimetric measurements for understanding the species transfer in Ni/Fe-LDH in basic electrolytes

Introduction

Layered double hydroxides (LDHs) are lamellar inorganic solids with a brucite-like structure (Mg(OH) 2 ), in which the partial substitution of trivalent M (III) for divalent M (II) metallic cations results in an excess of positive charges in the octahedral layers. This excess of positive charges is compensated by the presence of exchangeable hydrated anions in the interlayer space of the solid. 253 This leads to the general formula: [M (II) 1-x N (III) x (OH) 2 ] x+ (A n- x/n ).mH 2 O, providing LDHs high capacity for anion exchange (2-3 meq/g). 254,[START_REF] Cavani | HYDROTALCITE-TYPE ANIONIC CLAYS: PREPARATION, PROPERTIES AND APPLICATIONS[END_REF]255 Moreover, the synthesis of LDHs bearing electroactive metal cations within their structure enables reversible electrochemical oxidation and reduction [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF]214,161,215,216 making it possible to control ions and water molecules exchanges capacity (annex A, chapter 4) and thus to envisage breakthrough electrolysis processes for the capture and release of ions (energy storage, water treatment, industrial effluent treatment…). Indeed, for the first time, the investigation of the LDH electrochemical behavior confirmed the pseudo-capacitance properties of mix cation and anion exchanger. It also led to demonstrate the water molecules transfer during the reversible redox reaction involving the electroactive metal cations constituting the brucitic layers. This work was conducted using Ni/Fe-LDH 6/2 coated electrode (pH PZNC equal to 8) in KOH 1M. This electrolyte (pH = 14  pH PZNC ) was selected to envisage cationic sorption on the LDHs edge sites in agreement with Eq (5.1):

≡M-OH + C +  ≡M-O -+ H + + C +  ≡M-O -C + H + (5.1)
where M is a metal cation constituting the layered sheets and C + a cation adsorbed onto the surface. 

Reversible

Coupled electrochemical and gravimetric measurements

Global mass variation within one cyclic polarization

A series of polarization cycles was performed during 4900 s between 0.440 V/SHE and a potential depending on the supporting electrolyte: 0.710 V/SHE for KOH and LiOH 1 mol/L, 0.730 V/SHE for LiOH 1 mol/L, 0.840 V/SHE for CsOH 0.1 mol/L. The current and frequency variation related to the mass of the film were recorded for each of the electrolytes KOH, CsOH, LiOH 1 mol/L and CsOH 0.1 mol/L. Table 5. 1 (pp 145-146) summarizes the characteristics of the investigated electrolytes (activity coefficient, calculated pH and measured pH). For each electrolyte, the activity coefficient is dependent on the electrolytic cation. 148 The initial pH was measured and calculated by the pHreeqC software using Thermoddem® database. The pH value differed slightly from one electrolyte to another (table 1)

following pH(CsOH 1 mol/L) > pH(KOH 1 mol/L) > pH(LiOH 1 mol/L) >> pH(CsOH 0.1 mol/L).

For each investigated electrolyte, Ni/Fe-LDH presents a characteristic electrogravimetric behavior. As previously studied for Ni/Fe-LDH in KOH 1mol/L, (chapter 4) during the anodic sweep (Fig. 5.1a), Ni(II) redox active sites were oxidized to Ni(III) [START_REF] Scavetta | Effect of the Synthesis Route and Fe Presence on the Redox Activity of Ni in Layered Double Hydroxides[END_REF][START_REF] Friebel | Identification of Highly Active Fe Sites in (Ni,Fe)OOH for Electrocatalytic Water Splitting[END_REF] and oxygen evolution reaction (OER) was started in agreement with the electro-catalytic properties of Ni/Fe-LDHs. 241,157,242 In LiOH 1 mol/L, the anodic sweep shows a mass gain (slope 1) followed by a mass loss (slope 2).

The competition of the different phenomena seen above with KOH 1 mol/L solution could be responsible for the inversion of slopes compared to that of KOH 1 mol/L. A possible explanation is supported by the different kinetics transfer for OH -and Li + , due to the lower pH of the LiOH 1 mol/L solution, or an easier desorption of Li + than that of Cs + and K + .

In CsOH 1 mol/L and 0.1 mol/L, the global mass variation shape shows principally a mass loss during the anodic sweep (slope 1), and a mass gain during the cathodic sweep (slope 2). We assume that the entry of OH -having a low molar mass is hidden by the loss of Cs + whose molar mass is about 8 times higher. In CsOH 0.1 mol/L, except for Ni(III) reduction peak, the current density is positive even during the cathodic sweep. These phenomena could be attributed to the remarkable Cs + properties for which, in the case of cationic clay minerals, the adsorption is assumed to clearly increase when the ionic strength decreases. 256,257,258 Indeed, during the cathodic sweep, and below the Ni(III) reduction peak, the positive current accompanied by the slow increase in mass is characteristic of a capacitive current associated to the adsorption of Cs + . During the anodic sweep between 0.440 V and 0.740 V/SHE, the same phenomenon pursues with a capacitive current density of 20 to 40 µA/cm 2 (10 mV/s).

EQCM technique only provides an overview of the global transferred mass and cannot give precise information on the nature and kinetics of the transferred species. It is challenging to deconvolute each species contribution into gravimetric and dynamic components with EQCM results as the global cyclic electrogravimetry response is recorded at a certain scan rate (i.e. at certain kinetics). Therefore, coupling both QCM and electrochemical impedance spectroscopy techniques (ac-electrogravimetry) was performed. It allowed comparing the kinetics and concentration variation of the species in the different electrolytes.

The nature and kinetics of ions and water molecules transfers in each of the supporting electrolytes cannot be concluded regarding EQCM, as the mass variation is a global mass transfer of potentially several species, thus ac-electrogravimetry is needed and the results are discussed thereafter.

Ac-electrogravimetry

Ac-electrogravimetry was investigated for Ni/Fe-LDH in CsOH and LiOH 1 mol/L (Fig. (5.40) where C + is a cation (K + , Cs + , Li + ).

OH -anions are transferred from the electrolyte to the interlayer space during the anodic sweep. This is in agreement with other studies demonstrating the intercalation of OH -while Ni is oxidized to preserve electroneutrality. For the three electrolytes used in this study, free water molecules are also reversibly transferred from the interlayer space to the electrolyte during the anodic sweep (Eq. 5.5). By comparing kinetics of OH -in different supporting electrolytes (Fig. 5.3a), it is observed that OH -is slower than H 2 O in KOH 1 mol/L, but faster than H 2 O in LiOH and CsOH 1 mol/L. OH -has the fastest transfer kinetics in LiOH 1 mol/L (10 -4 cm/s), followed by KOH 1 mol/L (2 10 -5 cm/s) and CsOH 1 mol/L (from 4 10 -6 to 5 10 -5 cm/s), probably because of the intense charge for the oxidation of The highest transferred OH -concentration (Fig. 5.4) is calculated in CsOH 1 mol/L (300 µmol/cm 3 ), followed by KOH 1 mol/L (150 µmol/cm 3 ) and LiOH 1 mol/L (140 µmol/cm 3 ). In LiOH 1 mol/L, OH - is only intercalated at the highest potentials (i.e. 0.65V and 0.675V vs. SHE), contrarily to KOH and CsOH solution where OH -is intercalated from 0.575V to 0.675V. That can be explained due to the anodic shift of the Ni oxidation peak in LiOH 1M (which also means that the concentration of OH -is lower at the interface).

[Ni

Regarding the behavior of reversibly transferred H 2 O, it has the lowest transfer kinetics (Fig. 5.3a) in LiOH 1 mol/L (4 10 -6 cm/s) followed by KOH 1 mol/L (7 10 -4 cm/s) and CsOH 1 mol/L (2 10 -5 cm/s for the most anodic potential).

Deintercalation of water molecules is the highest (Fig. 5.4) in CsOH 1 mol/L (2000 µmol.cm -3 ). This can be explained because the highest concentration of intercalated OH -is also found in CsOH 1 mol/L.

There is around six times more reversibly deintercalated H 2 O than intercalated OH -in CsOH 1 mol/L.

In both electrolytes KOH 1 mol/L and LiOH 1 mol/L, both concentrations of intercalated OH -are similar. However, with regard to intercalated OH -, there is three times more deintercalated H 2 O in LiOH (with low kinetics) and two times more deintercalated H 2 O in KOH 1M (with high kinetics).

Comparing the cation behavior, K + is slightly faster than Cs + at 0.675 V/SHE (≈4 10 -4 cm/s) (Fig.

5.3b

). In comparison, Li + is 2.5 faster (1 10 -3 cm/s). This comparison can be related to the known diffusion coefficient in bulk (table 5.1) whose values are comparable in terms of scale d(Cs + )< d(K + ) < d (Li + ). The lowest transfer kinetics was calculated for CsOH 1M, for the more cathodic potential (2.375 10 -5 ). This value is in good agreement with the capacitive phenomenon observed in CsOH 0.1M in which the transfer kinetics should be even lower.

These results enable to understand the global mass variation versus applied potential reported in Fig. 5.1. In CsOH and KOH 1 mol/L, the transfer kinetics of cations, anions and water molecules is comparable. This is the reason why the shape of the mass vs. E curve is quite similar. The differences are only localized in the highest concentration of reversibly transferred OH -, H 2 O and cations in CsOH 1 mol/L. Compared to the gravimetric curve shape obtained in KOH 1 mol/L, the one obtained in CsOH highlighted the contribution of the Cs + cations in agreement with their molar mass that is almost 8 times higher than that of OH -(Fig. 5.4).

The electrogravimetrical curve obtained in LiOH 1 mol/L (Fig. 5.1c) can be differentiated from the others. During the anodic sweep, a huge decrease in mass is observed in the range [0.625; 0.700] V/SHE followed by a huge increase in mass in the range [0.700; 0.740] V/SHE. In comparison with data acquired in KOH (Fig. 5.1a) or CsOH 1 mol/L (Fig. 5.1b), the differences are localized in both kinetics and concentration of reversibly transferred species. The phenomenon related to the mass increase in range [0.700V; 0.740] V/SHE was not investigated by ac-electrogravimetry due to water oxidation reaction. Nevertheless, the global gravimetric decrease during the anodic sweep can be explained by the reversible intercalation of OH -while 3 times more H 2 O are deintercalated and Li + is desorbed. In the range [0.700V; 0.740] V/SHE, the only way to explain this high increase is the transfer of species towards whose global mass is positive i.e. the sum of masses from which OH - intercalation dominates compared to the deintercalation of water molecules and desorption of cations.

Global mass variation versus incremented polarization cycle

In each investigated supporting electrolyte, the electrogravimetrical behavior of Ni/Fe-LDH during the linear potential cycling is presented versus time in Fig. 5.5. 

[Ni II 6 Fe III 2 (OH) 16-c (OC) c ] 2+ [(OH) 2 ] 2-,4H 2 O + xOH - Ni II 6-x Ni III x Fe III 2 [(OH) 16-c (OC) c ] (2+x)+ [(OH) 2+x ] (2+x)-,(4-2x)H 2 O + 2xH 2 O + xe - (5.6)
where C + is the investigated cation. Once the Ni(II)/Ni(III) peaks and OER shift and become less intense, the mass value decreases sharply compared to the initial value (table 5.1). The decrease in mass is aggravated for CsOH 1M, followed by LiOH 1M and KOH 1M. This phenomenon will substantially be discussed thereafter.

In the third period slot (Fig. 5.5, period slot 3), only the mass response reaches a plateau in both electrolytes, indicating a stationary evolution of the mass transfer. In the meantime, the catalysis of OER is still becoming more and more anodic, indicating progressive and continuous decrease of the interfacial pH value.

Regarding CsOH 0.1 mol/L electrolyte, Fig. 5.5D shows the electrogravimetrical behavior of Ni/Fe-LDH. In comparison with 1 mol/L supporting electrolytes, pH is largely inferior. The investigated potential range is thus larger to observe the reactions of interest. Let us first note that, as in KOH 1M, the optimization of the anodic scanning enhanced dehydration phenomenon. This phenomenon was intentionally caused between 0 and 1000 seconds such as to comfort premature dehydration in agreement with OER. A priori, the electrogravimetrical curves do not present phenomenon as remarkable as those observed in the 1 M supporting electrolytes. Ni oxidation-reduction current peaks increase slowly and do not reach any maximum during the 4900 seconds of cycling. From 1000s, the current density of the OER decreases softly versus time with the slight mass decrease. The mass variation reaches a first plateau during the range [1500-3000] Let us remember that for CsOH 0.1M the variation of pH value is one unit lower than that in the 1M supporting electrolytes, and the investigated potential range is quite larger in comparison with those carried out in the other supporting electrolytes. Thus, the low decrease in mass and in OER intensity should be attributed to the larger scanning range that leads to the reversible increase in pH value at the interface when the OER is stopped.

Regarding this preview analysis, the aim is to understand further the mechanisms of transfer that are at the origin of the difference in behavior for the investigated electrolytes. Ac-electrogravimetry enabled to determine the nature (in terms of molar mass), kinetics and concentration of the reversible transfer of charged and uncharged species. To investigate further the non-reversible reaction of water oxidation within interlayer spacing, it was necessary to analyze the basal distance during the cyclic polarization.

Consequently, operando XRD coupled to EQCM measurements are developed in the next section.

Operando XRD coupled to EQCM measurements

Principle

A home-made electrochemical cell (Fig. H + is probably either expulsed to the solution bulk or is bonded to an interlayer OH -(and this event may be followed by the intercalation of another OH -). During the cathodic sweep, when the current reaches zero, H 2 O molecules should be reversibly reintercalated. This reaction is not reversible, thus H + and O 2 transfers cannot be observed by the ac-electrogravimetry technique. It is to be noted that for KOH 1 mol/L in the first period slot, the experimental optimization of the anodic scanning potential increased the OER and enhanced a dehydration phenomenon which generated the premature mass decrease.

Versus incremented polarization cycle

During period slot 3, the basal spacing oscillated around a stationary value (Fig. 5.7a). In that case, the constant oscillation is essentially attributed to the reversible intercalation/deintercalation of H 2 O in agreement with equation 1. This steady state could be due to the competition between an equivalent mass gain and a mass loss. The mass gain is caused by a constant diffusion of water due to the slowdown of the water oxidation at low pH. The mass loss is caused by OER still active although slowed down.

Like in LiOH 1 mol/L, in the presence of KOH 1 mol/L (Fig. 5.7b), the basal spacing behaves similarly during period slots 1 and 2 to reach its minimum value at the end of period slot 2. However, during period slot 3, the basal spacing oscillated with an increase of the mean value as the mass of the film reached a plateau and OER intensity decreases sharply by 86%. This huge decrease in intensity is in agreement with:

-a much lower pH at the interface (and less available OH -) as in LiOH 1 mol/L, that allows to rehydrate the anions in the interlayer space 

Within one cycle in LiOH 1M

For a better illustration of the hydration phenomenon, Fig. In an I-V cycle in LiOH 1 mol/L, during the cathodic sweep (Fig. 5.8), as long as the current density is positive, the basal spacing value is at its minimum. At the zero current and just below the zero current, there is a slight increase in the period value. The slope of the basal spacing curve is sharper at the Ni(III) reduction peak. After the Ni(III) reduction peak, the current density is still negative. During the anodic sweep, it is still negative as the basal spacing continues to increase slightly. Once the current value becomes positive, the period is constant and decreases sharply from the Ni(II) oxidation peak to reach its minimum value.

The positive current (corresponding to both Ni and water oxidation reactions) is responsible for a first decrease in mass, followed by an increase and finally a 2 nd decrease in mass in EQCM, owing to a loss of Li + at the surface, a gain of OH -in the interlayer space, and finally a loss of H 2 O in the interlayer space. The decrease of the basal spacing is related to water swelling which was demonstrated by EQCM measurement, ac-electrogravimetry and operando XRD under cyclic polarization. In CsOH and KOH 1 mol/L, the transfer kinetics of cations, anions and water molecules are comparable. This is the reason why the shape of the electrogravimetrical curve is quite similar. The differences are only localized in the highest concentration of reversibly transferred OH -, H 2 O and cations in CsOH 1 mol/L. Compared to the gravimetric curve shape obtained in KOH 1 mol/L, the one obtained in CsOH highlighted the contribution of the Cs + cations in agreement with its molar mass that is almost 8 times higher than that of For the confirmation of the intervention of K + , H 2 O and OH -in the transfer mechanism, and also for a better insight regarding the specific sites of transfer, complementary analyses have to be performed on the LDH, i.e. EDX and XPS analyses and in situ/operando XRD under polarization. In situ/operando XRD under polarization enables to observe the basal distance, however, this observation is complicated onto the elec-Ni/Fe-LDH thin film as it is not well crystallized. Also, the EDX and XPS analyses permit the identification of the adsorbed cations onto the surface, however, it is not possible to assert if cations would be adsorbed onto the LDH or onto impurities within the thin film.

Conclusion

To elude this problem and deepen the characterizations, it is necessary to study the properties of the chemically synthesized Ni/Fe-LDH 6/2 (chem-Ni/Fe-LDH 6/2). Despite the lower electronic charge transfer inherent to the less adherent film onto the LDH, this material has the property to be highly pure and crystallized. For particular applications, i.e. "selective" anion capture/release processes, and for lower energy cost, a solution could be the synthesis of an LDH with (a) redox-active element(s) whose potential is far from the OER or HER. For this purpose, the investigation of Mn-based LDH could be of great interest.

Finally, the investigation of the transfers between LDHs and electrolytes containing other supporting anions is also of great interest to determine and compare their specific kinetics and concentrations. It could be valuable to build an electrochemical affinity scale for applications in terms of water treatment, as many pollutants, strategic or expendable species are anionic (arsenates, vanadates, nitrates, sulfates…).

Introduction

Layered double hydroxide (LDH) materials consist in a stacking of positively charged brucite-like layers, due to the substitution of some divalent cations M(II) by trivalent cations M(III). The charge compensation is managed by anions A n-intercalated into the interlayer space. This leads to the general formula: [M(II) 1-

x M(III) x (OH) 2 ] x+ (A n- x/n ).mH 2 O, providing a high capacity for anion exchange. 254 It is well established 161 that a reversible ion transfer between the interlayer spacing and the electrolyte is induced by tuning the redox state of nano-LDH layered sheets according to:

, with an electron displaced within the layer via a hopping mechanism. Thus, the ion uptake/release occurring during redox processes can be monitored with suitable in-situ coupled methods, i.e. combining structural, electrochemical and electrogravimetric methods.

For progress in broad applications where layered materials are employed, for instance in water treatment [START_REF] Delorme | Evidence of the influence of the cationic composition on the anionic affinity of layered double hydroxides[END_REF] or energy storage 261 , the reversibility of the ion transfer between the electrolyte and the material merits further investigation. Only a few studies 161,262,[START_REF] Agrisuelas | Polymer dynamics in thin p-type conducting films investigated by ac-electrogravimetry. Kinetics aspects on anion exclusion, free solvent transfer, and conformational changes in poly(o-toluidine)[END_REF] have explored the ion transfer phenomenon and its reversibility related to the repetitive oxidation/reduction of electroactive cations within the layers for the most conducting LDH (Co/Ni-LDH, Ni/Al-LDH, Mg/Al/Fe-LDH, Fe/Fe-LDH …) by probing the mass variation with electrochemical quartz crystal microbalance (EQCM). To the best of our knowledge, no study has been conducted yet on Mg/Fe-LDH.

This letter reports on a study conducted for the first time to investigate the ion transfer phenomena of nano-Mg/Fe-LDH 2:1. Through a fine EQCM analysis, it has been demonstrated that Fe sites are reversibly switched, under polarization, to the (+III) or (+II) oxidation state inducing anion intercalation or deintercalation. The variation of the pH of the zero point of net charge [START_REF] Hu | Studies on zero point of charge and permanent charge density of Mg-Fe hydrotalcite-like compounds[END_REF] , pH ZPNC (pH resulting from the cancellation of the positive charge originating from the chemical composition of the LDH and the variable charge resulting from the protonation/deprotonation of the LDH layers) and the pH tuning at the interface due to formation of hydroxyl ions by electrochemical water reduction play a key role on the electroadsorption process of cations.

Experimental

Preparation of thin films of nano-Mg/Fe-LDH onto a gold electrode

LDH particle synthesis consists in co-precipitation of Mg/Fe from nitrates solution by increasing pH, thermal maturation and purification via centrifugation and carbonate exchange via dialysis in a carbonated solution [START_REF] Seron | Synthesis of layered double hydroxides (LDHs) with varying pH: A valuable contribution to the study of Mg/Al LDH formation mechanism[END_REF] . The resulting suspension (15g/L) was dropcasted (10µL) onto the gold electrode of a quartz resonator (operating at 9MHz, AWS Sensors, Spain) and dried at room temperature.

Electrogravimetric characterization with EQCM

EQCM measurements were conducted in a 3-electrodes cell configuration using an Autolab potentiostat (PGSTAT302) coupled with a laboratory-made QCM device. A gold patterned quartz substrate coated with the thin film of LDH was employed as working electrode, a Pt grid as a counter electrode and a silver chloride electrode with KCl 3mol/L (Ag/Ag + ) as a reference electrode. The aqueous electrolyte was deaerated with nitrogen gas. Frequency change, ∆f, of the quartz crystal resonator was monitored during cyclic voltammetry measurements. Then, ∆f is converted into mass change, ∆m, by using the Sauerbrey equation:

𝑚

where k s is the sensitivity factor (experimental value 193 : 16.3110 7 Hz.g -1 .cm 2 for 9MHz).

The LDH was characterized by X-ray powder diffraction (Panalytical Empyrean), using a Cu Kα radiation (λ=1.541Å) at room temperature after drying the slurry at 70°C for 48h. Scans were recorded from 4° to 84°

(2θ) at a counting time of 1200s per step of 0.026°. The morphology of the film dried onto gold was examined under a field emission gun scanning electron microscope (FEG-SEM) Ultra55 Zeiss. The powder X-ray diffraction pattern (Fig. 1a) shows a characteristic LDH structure [START_REF] Cavani | HYDROTALCITE-TYPE ANIONIC CLAYS: PREPARATION, PROPERTIES AND APPLICATIONS[END_REF] . A series of basal (00l) reflections corresponds to the basal distance d=7.74Å which depends on the size of the intercalated anion and its degree/level of hydration. The c parameter equals 3d(003)=23.21Å.

Results and Discussion

Structural and morphological characterization of the LDH

FEG-SEM micrographs (Fig. 1b) revealed that the LDH is made of nanoplatelets whose size is close to 80 nm implying a high surface-to-volume ratio. The expected molar ratio Mg/Fe=2 was confirmed with atomic absorption spectroscopy.

Polarization induced ionic transfers

EQCM was conducted on the gold electrode of quartz resonators uncoated and coated with a thin film of nano-Mg/Fe-LDH. The measurements were recorded at 25 mVs -1 in an aqueous buffer solution of Na 2 CO 3 /NaHCO 3 0.1mol/L at pH=10.8 that is slightly superior to the pH ZPNC of the initial film that was calculated to be 10.6. [START_REF] Hu | Studies on zero point of charge and permanent charge density of Mg-Fe hydrotalcite-like compounds[END_REF] The behavior of the nano-Mg/Fe-CO In comparison, below -1.2V on the LDH-coated electrode, the higher negative current reveals the catalysis of the reduction of H 2 O from the bulk of the solution. In addition, between -0.3V and -1V (Fig. 2a, inset), the negative current both during the cathodic and anodic sweep and especially the pseudo-plateau below -0.6V validates necessarily a diffusion-limited reaction that can only be water reduction, probably intercalated water. The simultaneous mass loss (slope I) during the cathodic sweep (from -0.6V to -1V) confirms this hypothesis and is attributed to the repulsion of the electrochemically generated OH -from the interlayer space due to negative charges in excess. Inversely, during the anodic sweep (slope IV, from -0.7V to -0.3V) the mass gain should be due to the lower kinetics of the H 2 O reduction compared to that of the water reintercalation by diffusion.

The electrochemical oxidation and reduction of the Fe III /Fe II redox couple are observed around -0.95V and -1.05V respectively, the latter being masked by the continuous water reduction. The Fe III reduction decreases the charge of the layers and is responsible for anion deintercalation from the interlayer space. This phenomenon is confirmed by the mass loss from -1.0V to -1.6V (slope II). Inversely, the mass gain between -1.0V and -0.7V (slope III) is induced by the Fe II oxidation and is most likely due to the intercalation of CO 3 2-which has the strongest affinity for LDH 263 following: 2.2.2. EQCM in the [-1.2; -0.3]V range

In order to eliminate the hydrogen evolution reaction of the bulk and investigate the water reduction phenomenon from the interlayer space, the potential range of cycling was reduced to [-1.2;-0.3]V after the 7 th cycle, during 16 cycles (Fig. 2b). As described previously between -0.3V and -0.60V, the cathodic mass loss and anodic mass gain are in agreement with the dehydration/hydration of the LDH interlayer space. Between -0.6V and -1.2V, the mass variations, increasing at each incremented cycle, are attributed to a phenomenon that becomes preponderant. The continuous hydrogen evolution reaction, while cycling, increases the OH -amount at the vicinity of the coated electrode. This pH increase is responsible for the deprotonation of the Metal-OH function of the external layers once the pH ZPNC is reached. The H 2 O reduction in the intercalated space is sufficient to drive the cation electroadsorption/desorption (probably Na + ) during the cathodic/anodic sweep. The electrode was then rinsed with bi-distilled water and dried at room temperature. The electrode was reused in a fresh electrolyte under the same initial conditions, i.e., in the range [-1.8; -0.3]V (Fig. 2d). A similar electrogravimetric response is observed (Fig. 2a) because of the restoration of the initial pH at the interface, the decrease in mass variation is probably owing to ageing of the structure

Conclusion

The ionic exchanges occurring in response to the tuning of the redox state of a thin film of a nano-Mg/Fe-LDH were investigated by EQCM and demonstrate pseudocapacitance properties of mix cation and anion exchanger. The concomitant electrochemical control of (i) the physical and the chemical conditions at the interface and (ii) the oxidation state of the cations constituting the layered sheets of nano-LDHs and (iii) the zero point of net charge allowed anion intercalation/deintercalation into the interlayer space and cation sorption/desorption onto the external sheets at the interface. For a better insight, further structural and electrogravimetric investigations will be conducted by coupling EQCM and X-ray diffraction.
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  the composition of the LDH is noted with the abbreviation M II /N III -(A m-)-LDH (1-y)/y or M II /N III -LDH (1-y)/y for convenience. A scheme of this material is represented in figure 1.1.
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 11 Figure 1.1: Structure of the LDHs 15
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  6 60 for Mg/Fe-LDH 4/2. If the pH of a suspension of LDH is more than pH PZNC , it enhances the deprotonation of the Metal-OH function of the external layers of the LDH particles. The resulting charge of the external layer is negative, which provokes the adsorption of cations from the aqueous solution and the desorption of anions. If the pH of the solution is less than pH PZNC , it enhances the protonation of the Metal-OH function of the external layer of the LDH. Thus the resulting charge is positive, which provokes the desorption of cations and the adsorption of anions. In the case of pH <<pH PZNC , the structure of the LDH is deteriorated, also inducing a drop in the adsorption of the anions.

3 -.

 3 the pH range 8.5-14. The large increase of the As(V) sorbed amount in the pH range 2-4 can be explained by sorption and anion capture of HSeO The sorbed amount remained then relatively constant versus pH. The "slight" increase in the pH range 8.5-11 can be explained by SeO 3 2-anion capture. For uncalcinated

  131 the external LDH surface/electrolyte solution interface and the internal LDH layers/electrolyte interface located inside the pores, channels, and interlayer domains. The internal interface is more involved in the electrochemical process and it was demonstrated by extrapolation of the electrical charge Q at v→0 and v→∞. The extrapolation of Q at v→0 estimates Q tot , i.e. the charge related to the internal and external interfaces. The extrapolation of Q at v→∞ is the estimation of the external charge Q out .136 For Ni/Al-LDH in 0.1M KOH, the electrochemical response is activated upon potential cycling. Q tot and Q out are respectively 7 and 0.1 C g -1 135 leading to a contribution of the external surface of only 1.4 %. For Co/Al-LDH, no activation of the electrochemical response is observed upon potential cycling. 135 Q tot and Q out of 172 and 18 C.g -1 respectively are higher than the values found for Ni/Al-LDH. Thus, the overall electrochemical process in Co/Al-LDH is more efficient and faster than in Ni/Al-LDH and the percentage of external surface involved in the electrochemical process is significantly enhanced and equals 10%.
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 12 Figure 1.2: Nyquist plots of the impedance spectra of a Ni/Al-Cl film in pH 10 phosphate buffer (A) Frequency range 5 kHz to 10 mHz, (B) enlarged view of the high frequency from 5kHz to 5Hz. At open circuit, after 300s of oxidation at (a) 0.90 V, (b) 0.95 V, (c) 1.05V . Symbols are the experimental points and the solid lines are NLLS fit of the data to the equivalent circuit. (C) Equivalent electrical circuit used to fit the impedance data obtained for the Ni/Al-Cl films. R is the ohmic resistance, Rct the charge transfer resistance, R p the resistive component of the mass transport impedance and Q 1 and Q 2 are constant phase

Figure 1 . 3 :

 13 Figure 1.3 : (A) Cyclic voltammogramms (v = 5 mV s -1 ) and (B) Nyquist representation of electrochemical impedance spectroscopy data at open circuit potential after ten CV cycles (25 mHz-100 kHz, 10 mV) of Co 2 Al-NO 3 (a) and Co 2 Al-CO 3 (b). (Adapted from 135 , copyright 2013, with permission from Elsevier Ltd.) 131
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 14 Figure 1.4: (a) Cyclic voltammogramms recorded in 0.1M NaOH at a Pt electrode modified with the films containing different Ni/Al ratios (b) Nyquist plots obtained for Pt electrodes modified with the films containing different Ni/Al ratios.[START_REF] Scavetta | Electrosynthesis of thin films of Ni, Al hydrotalcite like compounds[END_REF] 

(

  interfacial [OH -] NaOH under the investigated conditions < interfacial [OH -] LiOH under the investigated conditions < interfacial [OH -] KOH under the investigated conditions).

(- 0

 0 .1 to 0.5 V vs. SCE) in 1M NaOH, Shao et al. have improved the mass transport of the electrolyte as well as the faradic redox global reaction, and could observe a reversible Fe redox current97 (Fig. 1.5).

Figure 1 . 5 :

 15 Figure 1.5: CV of the Mg/Fe-LDH microspheres (solid, yolk-shell and hollow) and LDH nanoparticles modified electrodes in 1 M NaOH solution at 50mV/s 97

  but leads to a decrease of the resistance to the electronic transport, as hypothesized byTrotochaud et al. 157 Moreover, the results obtained in the latter work demonstrate also that the order degree of the LDH structure affects the conductivity of the material significantly, with the R e values of the electrochemically synthesized LDHs being much lower than those displayed by the chemically prepared LDHs, especially when Fe is present as the trivalent metal in the brucite-like layers.By EIS, the electrochemical behavior of iron-containing LDH is compared for Mg/Fe-LDH 2/1, Ni/Fe-LDH 2/1, and Co/Fe-LDH 2/1. The electron transfer resistance is the highest for Mg/Fe, followed by Ni/Fe-LDH and finally Co/Fe-LDH, underlining a better electron transfer between cobalt and iron (Fig.1.6).
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 16 Figure 1.6: Nyquist representation of EIS data of (a) Mg/Fe-CO 3 -LDH 2/1, (b) Ni/Fe-CO 3 -LDH 2/1, and (c) Co/Fe-CO 3 -LDH 2/1 at OCP after ten CV cycles in 0.1M KOH, 25 mHz-100kHZ, 10mV/s 131

Figure 1 . 7 :

 17 Figure 1.7: Cyclic voltammogramm (-), mass variation Δm (□) and coulombic charge Q (---) recorded with GR(CO 3 ) and GR(SO 4 ) 129

  cationic electroactivity into the layers of the LDH and the related ion transfer. A study of interlayered electroactive anions in an inactive LDH revealed that different species play a role in the charge transfer depending on the film history. From QCM and electronic absorption spectroscopy measurements in hydrotalcite Mg/Al-X-LDH 3/1, 126 [Fe(CN) 6 ] 3-in solution was incorporated as an ion-paired species as Na[Fe(CN) 6 ] 2-for X=Cl -and Na 2 [Fe(CN) 6 ] -for X=SO 4 2-and CO 3 2-, respectively. During the film polarization, the [Fe(CN) 6 ] 3-/[Fe(CN) 6 ] 4-couple underwent a reversible electron transfer in the interlayer space. EQCM measurements revealed a charge variation generated in a film and compensated by the leaching or incorporation of an ion-paired species. However, after ageing for 2 weeks in a 0.1 M Na 2 SO 4 suspension, some fraction of [Fe(CN) 6 ] 3-interacted more strongly with the hydrotalcite surface. [Fe(CN) 6 ] 3-ions did not leach during electrochemical reduction. Instead Na + ions were transferred for charge compensation. In the case of tuning the oxidation state of electroactive cations within the layers by polarization, several models of ionic transfers are presented in the litterature. Reference 161 reports EQCM results of Ni/Al-NO 3 -LDH in different electrolytes (KOH, LiOH and NaOH) at scan rates 5 and 50 mV/s (Fig. 1.8 and 1.9 respectively). The electrochemical efficiency depends on the electrolyte. It is low in KOH and NaOH (3 or 19%) and higher in LiOH (≈ 30%), suggesting again a strong dependence on the nature of the electrolytic cations of the redox reactions. The respective mass variations of each electrolyte (KOH, LiOH and NaOH) present different complex shapes during polarization, which highlights the transfer of more than one species. The mass variation also depends on the composition of the layers as the shape is different in Ni/Al-NO 3 -LDH 2/1 and in Co/Al-NO 3 -LDH 2/1 in the same electrolyte. For example, the current response of Co/Al-NO 3 -LDH in KOH at 5 mV/s is similar in terms of shape while the mass response is magnified 20 times compared to Ni/Al-NO 3 -LDH films. For each cycle, the Ni/Al-NO 3 -LDH undergoes a mass depletion during anodic sweep (Ni oxidation) and a mass gain during cathodic sweep (Ni reduction). The assumption is that hydrated cations are expelled with a negligible counter flux of anions during Ni oxidation. The opposite is expected during the Ni reduction. The mass variation is the most important in KOH compared to NaOH and LiOH electrolytes. Another study demonstrates the competition between different cations involved in the transfer during polarization. 10 EQCM measurements during oxidation of Ni/Al-Cl-LDH in borate buffer pH 8 (Fig. 1.10) reveal that the presence of both sodium and potassium (0.004 M Na + + 0.05 M K + , MPE = 19g/mol/e) decreases more the mass of the film than in the presence of only one cationic species (0.054 M K + MPE = 6 g/mol/e or 0.054 M Na + , MPE = 11g/mol/e).

161 Figure 1 . 9 :

 16119 Figure 1.8: CV of Ni/Al-NO 3 films deposited on the gold electrode of the quartz resonator (black curve a) and the simultaneous mass changes (blue curve b) in 0.1M aqueous solution KOH (A, A'), NaOH (B, B') and LiOH (C, C') at v = 5 (A, B, C) and 50mV/s (A', B', C'). 161
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 11010111 Figure 1.10: Mass change during potential scans for Ni/Al-Cl LDH films deposited on a gold coated quartz crystal in pH 8 borate buffers containing (a) 0.054mol/L potassium and (b) 0.05mol/L potassium and 0.004mol/L sodium (10 th scan at 15 mV/s) 10
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 17 At this stage, EQCM only provides an overview of the global transferred mass. It is nevertheless to be highlighted that the investigations were conducted using two different anions (OH -versus HPO 4 mass molar differs significantly). In agreement with the charge compensation via OH -and PO 4 2-intercalation/deintercalation (according to Miyata affinity scale[START_REF] Miyata | PHYSICOCHEMICAL PROPERTIES OF SYNTHETIC HYDROTALCITES IN RELATION TO COMPOSITION[END_REF] ), the difference in the results can be explained by the low molar mass of OH -in comparison with PO 4 2-balanced by both H 2 O deintercalation/intercalation and cation transfer.The authors make an analogy with the mass behavior of β-Ni(OH) 2 and α-Ni(OH) 2 in the same experimental conditions (polarization in alkaline solutions). In β-Ni(OH) 2, the mass variation follows the same trend and is assumed to result from the expulsion and insertion of protons and water molecules.165,166 The dependence of the mass loss on the cation species cannot be explained with this equation and should be involved in the charge neutralization process. Intercalation and de-intercalation of cation is proposed to explain the mass changes observed in films of α-Ni(OH) 2 . 165 Structurally, α-Ni(OH) 2 films are closely related to LDHs. Hydrated α-Ni(II) hydroxide films consist of parallel randomly oriented brucite-like Ni(OH) 2 layers separated by intercalated water molecules. 149 However, EQCM studies have shown that α-Ni(OH) 2 films usually gain mass on oxidation and lose mass on reduction 165,166 the opposite of what was observed here for Ni/Al-Cl-LDH films. According to the authors, the dependence of the MPE on the pH of the electrolyte is attributed to the instability of the Ni/Al-Cl-LDH when subjected to potential scans in basic solutions. However, the oxidation of water starts at the potential of oxidation of Ni and is more cathodic for higher pH. It could increase the expulsion of the produced H + and O 2 .

  uncharged and charged species by measuring the transfer function Δq/ΔE and Δf/ΔE. It may bring new indications on the nature as well as the kinetics of the species transferred between the LDH and the electrolyte during the electrochemical process.
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 112 Figure 1.12 : Two main transfer functions (a) Δq/ΔE(ω) and (b) Δm/ΔE(ω), and two partial transfer functions (c) Δm/ΔE c1s (ω) and (d) Δm/ΔE c2s (ω) involving three species, specifically Na + , Na + .H 2 O and H 2 O (both experimental and theoretical curves are given) 171
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 113 Figure 1.13: Schematic representation of sodium ion species transferred at the electrode/electrolyte interface. 171

Figure 1 .

 1 Figure 1.14: XRD pattern of Ni/Al-Cl-LDH film deposited on a glass slide, (a) before and (b) after the film had been soaked overnight in 0.1mM [Fe(CN) 6 ] 4-solution. 164

  assisted synthesis of LDH thin films onto the electrode For the electrochemically assisted synthesis of Ni II /Fe III -NO 3 -LDH 3/1, the elec-Ni/Fe-LDH was deposited by means of a 3-electrode electrochemical cell. The counter-electrode was a platinum grid, the reference electrode was an Ag/AgCl electrode and the LDH was deposited onto the working electrode that is a 9MHz-gold patterned quartz substrate. (Fig. 2.1) The electrolyte was an aqueous solution of Ni(NO 3 ) 2 .6H 2 O 0.004 M, Fe(NO 3 ) 3 .9H 2 O 0.012 M and KNO 3 0.464M. The molar ratio Ni II /Fe III equals 3 and the molar concentration in NO 3 -equals 0.5 M.

Figure 2 . 1 :

 21 Figure 2.1: Scheme of the electrochemical cell for assisted electrodeposition

Figure 2 .

 2 Figure 2.2 shows a schematic description of a SEM set-up. It is composed of the main elements: electron gun, electromagnetic lenses, scanning foils and detectors. The electron gun generates a primary electron beam with energy ranging from 0.2 to 40 keV. The electrons are thermionically emitted from a tungsten filament cathode in vacuum. The beam is then collimated by electromagnetic condenser lenses and focused by an objective lens.With pairs of scanning electromagnetic deflection coils, 172 the electron beam can interact with the sample onto a rectangular surface. Secondary electrons are emitted from the sample 173 with lower energy and are selectively attracted towards the secondary electron detector. The latter is a grid held at a low positive potential with respect to the sample.174 Secondary electrons are counted per unit time and translated into an electrical signal used for the visualization of the number of collected electron par surface unit. This is in general related to the topology of the surface: from shallow surfaces, few electrons can escape the surface to reach the detector resulting in darker areas, while at the edges or convex surfaces, more electrons can escape and reach the detector resulting in brighter areas.

Figure 2 . 2 :

 22 Figure 2.2: Schematic description of a SEM setup 175
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 23 Figure 2.3: Schematic diagram for determining Bragg's law 176
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 24 Figure 2.4: Scheme of the setup of in situ XRD with electrode (WE) polarization in KOH of a LDH thin film. CE: counter electrode (platinum grid), RE: reference mercury-mercurous sulfate electrode.
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 25 Figure 2.5: Experimental setup of the home-made electrochemical cell used at synchrotron SOLEIL (Saclay, France)
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 26 Figure 2.6: TG analysis of chemically synthesized Ni/Fe-LDH
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 27 Figure 2.7: Schematic representation of the deformation of a polarized quartz material 182,180
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 28 Figure 2.8: Representation of the different sections of a quartz crystal with respect to the principal values
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 29 Figure 2.9: Quartz disk face (A) and cross-sectional (X) carrying the two gold electrodes 181
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 210 Figure 2.10: Schematic illustration of a thickness shear mode quartz resonator
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 3 Insight into electrodeposition mechanisms and electrochemical behavior of LDH 63 rate cyclically between two potentials. The resulting current variation is recorded by means of the counter electrode. Simultaneously, the frequency variation of the quartz changes of the film is measured versus potential. With the Sauerbrey equation, 192 the resonant frequency change is converted into the mass change of the film onto the electrode.

  2.11) is a 3-electrode electrogravimetric cell (AWS, Spain) composed of a working electrode (a gold electrode deposited on a quartz resonator, 0.5 cm in diameter and an effective surface area of 0.2 cm 2 ), a reference electrode and a counter electrode, a platinum grid immersed in an electrolyte. The cell is connected to a potentiostatic system (Autolab PG stat 100), a frequency-meter (Yokogawa), the QCM and a computer. These measurements are registered in a central computer. In this Ph.D. thesis, EQCM is utilized to analyze (i) the assisted electrodeposition process of LDH, and (ii) the electroadsorption or intercalation processes of pseudocapacitive electrode materials.
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 2 Figure 2.11: Experimental setup of an EQCM 189
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 212 Figure 2.12: Linear current response to a low amplitude sinusoidal perturbation potential around a stationary valueImpedance is a generalization of the concept of resistance and is applicable to the Fourier transform of the sinusoidal functions. The transfer function ∆V/∆I(ω), called the electrochemical impedance Z(ω) is defined with ω = 2πf corresponding to the pulsation. As a complex number, Z(ω) can be written as:
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 2 Figure 2.13: (a) Example of an equivalent electrical circuit. Plots of impedance of an electrochemical cell in (b) Nyquist diagram and in (c) Bode diagram
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 214 Figure 2.14: Experimental setup for electrochemical impedance measurements
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 215 Figure 2.15: Principle of measuring the electrogravimetric transfer function ∆V f /∆V
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 216 Figure 2.16: Scheme of the principle of electrogravimetric transfer function measurements
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 217 Figure 2.17: ac-electrogravimetric setup 201

  An electrochemical cell with three electrodes and the working electrode acting also as a QCM, -A PG-STAT 100 potentiostat, -A FRA Solartron 1254, comprising a voltage generator (∆V'), -A Marconi 2023 reference frequency synthesizer, -A frequency/voltage converter developed at the LISE laboratory (UMR 8235, Paris, France).
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 218 Figure 2.18: Scheme of the calibration of the frequency/voltage converter for determining the transfer function

Figure 2 . 19 :Figure 2 . 20 :

 219220 Figure 2.19: Modulus and phase of the global calibration of the frequency/voltage converter 201

  tuning the thickness and morphology of the deposited film are controlled by monitoring of the potential and the polarization time. After 60 seconds at -0.66 V/SHE, in a solution with total concentration of Ni(NO 3 ) 2 and Al(NO 3 ) 3 of 0.03 mol/L with different Ni/Al molar ratios and a KNO 3 concentration of 0.3 mol/L, a Pt electrode is fully covered with an homogeneous and dense Ni-Al-LDH film of thickness 150 nm. The sand rose morphology is composed of nanoparticles whose size is lower than 50 nm, connected in a gel-like manner. For longer polarization time, particles have larger size and higher thickness. Otherwise, according toYarger et al. 115 considering Zn/Al-LDH, increasing or decreasing the aluminum concentration in the plating solution resulted in the formation of aluminum or zinc containing impurities respectively, instead of varying aluminum content incorporated into the LDH phase.

Figure 3

 3 Figure 3.1: (A) I-V curve and m-V curve of Fe(III) solutions with nitrates (red curve) or chlorides (green curve) from 0.8 V/SHE and -1.3 V/SHE. PhreeqC simulations of the (B) speciation of Fe(II) in nitrate versus pH and the (C) speciation of Fe(II) in chloride versus pH value.

Figure 3 . 2 :

 32 Figure 3.2: Increase of the current peak 1 with the decrease in pH in KCl 0.5 mol/L

Figure 3 . 3 :

 33 Figure 3.3: (A) I-V and m-V curve of Ni(II) solutions with nitrates (red curve) or chloride (green curve) from 0.8V/SHE and -1.3V/SHE. PhreeqC simulations of the (B) speciation of Ni(II) in chloride versus pH and the (C) speciation of Ni(II) in nitrates versus pH value.

  was rinsed with oxygenated saturated milliQ water and maintained in a saturated oxygen KOH supporting electrolyte) for the obtainment of probably mixed Fe(II)/Fe(III), Ni(II)-Fe(II)/Fe(III), Ni(II)/Fe(III)-based LDHs.

Figure 3 . 4 :

 34 Figure 3.4: (A) I-V and m-V curve of Ni(II) and Fe(III) solutions with nitrates (red curve) or chloride (green curve) from 0.8V/SHE and -1.3V/SHE. PhreeqC simulations of the (B) speciation of Ni(II) and Fe(II) in chloride versus pH and the (C) speciation of Ni(II) and Fe(II) in nitrates versus pH value

Figure 3 . 5 :

 35 Figure 3.5: PXRD pattern of the electrochemically synthesized LDH whose powder was scraped from 10 samples. Peaks denoted with (*) come from the demagnetized steel.

Figure 3 . 6 :

 36 Figure 3.6: SEM micrograph of elec-Ni/Fe-LDH whose morphology is composed of nanowires

Figure 3 . 7 :

 37 Figure 3.7: EQCM curve of electrochemically assisted route of Ni/Fe-LDH 6/2, during the 4 first cycles in KOH 1 mol/L at 10 mV/s Films of elec-Ni/Fe-LDH underwent several cycles of polarization in an aqueous solution of KOH 1 mol/L at 10 mV/s while the current and frequency response (I and f vs E curves) were simultaneously recorded.Figure 3.7

  /Fe-LDH in aqueous KOH 1 mol/L at a given applied potential (0.66 V/SHE) After 4 potential cycles from 0.4 V/SHE to 0.71 V/SHE, ac-electrogravimetry technique was performed at 0.66 V/SHE in elec-Ni/Fe-LDH to gain insights into the dynamic behavior of each charged/uncharged species transfer at the interface i.e. identifying the nature of each transferred species and evaluating their respective concentrations and kinetics as a function of the applied potential. The simulation and fitting of the experimental charge/potential transfer function(TF) 

Figure 3 .

 3 9(b) evidences two loops at high and intermediate frequencies, and is characteristic of free solvent molecule contributions or anionic contribution in the same flux direction.167,[START_REF] Gabrielli | Ac-electrogravimetry study of electroactive thin films. II. Application to polypyrrole[END_REF] Finally a third contribution appears at low frequency which is characteristic of a cationic contribution or free solvent molecules in the inverse direction. The fitting of the experimental data with the Mathcad software, using equation(2.36) evidences the nature of the three species. H 2 O is transferred at high frequencies, OH -at intermediate frequencies and K + at low frequencies, which confirms the configuration of two ions determined by equation(2.32).

Figure 3 . 8 : 3

 383 Figure 3.8: Simulation and fitting of the experimental data on a thin film of elec-Ni/Fe-LDH 6/2. (a) ∆q/∆E TF, (b) ∆m/∆E TF, (c) ∆m/∆E partial TFs after removing the contribution of K + , (d) ∆m/∆E partial TFs

  i -C o , and the mass per area unit, m i -m o .

Figure 3 . 9 :

 39 Figure 3.9: (a) Transfer kinetics and (b) transfer resistance of K + , H 2 O and OH -as a function of the applied potential (c) Relative concentration and (d) Mass variation of K + , H 2 O and OH -as a function of applied potential at the thin film of elec-Ni/Fe-LDH in KOH 1mol/L aqueous solution. The variation in concentration (Fig. 3.9c) and variation in mass (Fig. 3.9d) of the transferred species are estimated from the concentration potential transfer function (equation 3.16) at low frequencies: | → (3.16)

Figure 4 . 1 :

 41 Figure 4.1: Powder XRD pattern of the Ni/Fe-LDH.

Figure 4 . 2 :

 42 Figure 4.2: (a) FEG-SEM micrograph showing the cross-section of a gold-patterned quartz resonator modified with a thin film of LDH, (b) FEG-SEM micrograph of a nanoplatelet of the Ni/Fe-LDH 6/2 isolated on a silicon wafer, (c) EDX analysis of a thin film of Ni/Fe-LDH 6/2 deposited on the gold electrode of a quartz resonator.

Figure 4 . 3 :

 43 Figure 4.3: XPS spectrum of the gold electrode coated with chem-Ni/Fe-LDH

  deposition of a LDH thin film of 24.51 µg on the quartz coated with gold was made by drop casting. This mass corresponds to 0.227 10 -6 mol of LDH and therefore to 1.04 10[START_REF] Evans | Structural aspects of layered double hydroxides[END_REF] Ni sites and the anodic charge necessary to oxidize all the Ni(II) into Ni(III) is 16.6 mC.

Figure 4 Figure 4 . 5 :

 445 Figure 4.4: TGA analysis of the chem-Ni/Fe-LDH sample

Figure 4 . 6 :Figure 4 .

 464 Figure 4.6: By EQCM, chem-Ni/Fe-LDH underwent 50 cycles of polarization in an aqueous solution of KOH 1 mol/L at 10 mV/s

1 .

 1 685 10 15 electroactive Ni atoms, which corresponds to 1.62 % of the Ni sites. Regarding the anodic peak, the concomitant Ni(II) and H 2 O oxidation reactions do not allow an accurate determination of the percentage of Ni(III) sites.

Figure 4 . 7 :

 47 Figure 4.7: Fitting of the experimental data of a thin film of nano-Ni/Fe-LDH 6/2. (A) ∆q/∆E TF, (B) ∆m/∆E TF, (C) ∆m/∆E cation + water partial TFs (after removing the contribution of OH -) , (D) ∆m/∆E anion + water partial TFs (after removing the contribution of K + ).

Figure 4 . 8 :

 48 Figure 4.8: (a) Transfer kinetics and (b) transfer resistance of K + , H 2 O and OH -as a function of applied potential at the interface between the thin film of Ni/Fe-LDH and KOH 1 mol/L solution.

  vs. SHE)

Figure 4 . 9 :

 49 Figure 4.9: (a) Relative concentration and (b) mass variation of K + , H 2 O and OH -as a function of applied potential at the interface between the thin film of Ni/Fe-LDH and KOH 1 mol/L, (c) comparison between the mass variation estimated with the ac-electrogravimetry and that obtained from EQCM (10 mV/s).

Figure 4 . 10 :

 410 Figure 4.10: EDX measurements of the presence of potassium, nickel and Iron, (b) XPS measurement of K2p 1/2 and K2p 3/2 peaks of a thin film of dried LDH before immersion in KOH 1 mol/L, after immersion in KOH 1 mol/L and after immersion and polarization in KOH 1 mol/L.

Figure 4 .

 4 Figure 4.11: (a) XRD pattern of a mylar film coated with gold without and with a thin film of Ni/Fe-LDH. (b) In situ XRD patterns of a mylar film coated with gold and LDH under two different polarizations: 0.450 V (red curve) and 0.640 V (black curve). The position of the (003) peak of LDH and mylar are respectively located at 11° and 26°. (c) Magnification of the position of the (003) peak under two polarizations. A shift can be observed.

Fig. 4 .

 4 Fig.4.11c shows a zoom view of the XRD range between 9° and 15° in 2. The evaluation of the 003-period variation in solution is possible through the shift in position of (003) peak ofLDH (Fig. 4.11c). Table1shows the

  By analogy to cationic clay minerals, the attraction potential energy should be electrostatic and dominantly arises from the Coulombic attraction between the positive surface charge sites caused by isomorphous substitution and the negative charge of the interlayer anions. Van der Waals interactions between adjacent layers may also contribute to the total potential energy of attraction. The potential energy of repulsion comes from the partial hydration potential energy of the interlayer anions and to a lesser extent the partial hydration potential energy of the positive surface charge sites. By analogy to swelling stages investigated by Lal and Shukla,[START_REF] Rattan | Principle of soil Physics[END_REF] the charge increase due to Ni(II) to Ni(III) oxidation generates reinforced Coulombian charges which leads to a stronger osmotic pressure between the layers owing to expulsion of interlayered water molecules; i.e. the H 2 O deintercalation is opposed by the electrostatic attraction between anions and positively charged layers of the LDH. During the cathodic sweep, the hydration of the anions is more important than the electroactive attraction between the anion and the positively charge layer. In this way, ac-electrogravimetric measurements are in good agreement with in situ XRD under polarization. The redox reactions are responsible for local withdrawal/expansion phenomena in agreement with the successive exclusion and insertion of interlayered water molecules in d-spacing. By analogy to cationic clay minerals, these results are

  )16-c (OH) c ] (2+x)+ [(OH) 2+x ] (2+x)-,(4-2x-z)H 2 O + c K + + (2z-c) H +(4.8) When the oxygen evolution reaction stops, water molecules should diffuse into the interlayer space again, in agreement with the comparison between the EQCM and ac-electrogravimetry data.Related to cation transfer, K + cations were demonstrated to be faster and more easily transferred especially at more anodic potentials (more than 0.625 V), in good agreement with the hypothesis of electroadsorption onto more accessible sites like edge surfaces once the pH decreases and tends to the pH PZNC value during the anodic sweep. Compared to cationic clay minerals whose edge surface can be reversibly deprotonated233, 252 , the positively charged LDH basal surface should render the H of the ≡M-OH group more labile. Its lability should be amplified by the oxidation of the basal Ni(II). Thus, in the case of LDH, both edge surfaces and external basal surface sites are both cation sorption sites. The whole mechanism is summed up in Fig.4.12.

Figure 4 . 12 :

 412 Figure 4.12: Scheme of the mechanism of the ionic and solvent transfers between the chem-Ni/Fe-LDH and the KOH 1 mol/L electrolyte and during redox reaction of Ni.

  well as the kinetics (K(K + ) > K(H 2 O) > K(OH -)) and easiness of transfer, exchanged concentration and exchanged mass for each species at different polarizations. It led to demonstrate the nano-Ni/Fe-LDH pseudocapacitive properties of mix cation (K + ) and anion (OH -) exchanger. It also led to demonstrate the water molecule transfer during the reversible redox reaction i.e. Ni oxidation generates reinforced Coulombian charges which leads to a stronger osmotic pressure between the layers owing to the expulsion of interlayered water molecules. The intercalation of one OH -anion results from the expulsion/intercalation of two interlayered water molecules. This mechanism was further evidenced by in situ XRD analyses. The advanced electrogravimetric analysis led to demonstrate the existence of an irreversible oxidation reaction that was attributed to the O 2 evolution reaction within the interlayer space. Concomitantly, the electrochemical control of pH variation at the coated interface, using catalyzed oxygen evolution reaction, allowed cation electroadsorption/desorption onto the external surfaces in agreement with the pH of zero point of net charge of the nano-Ni/Fe-LDHs. This phenomenon was further evidenced by EDX and XPS analyses.For a better insight, we have to further investigate the mechanisms of the electroadsorption of different cations as well as the electrocatalytic properties of the interlayered water molecules and structural stability of the LDH while cycling. To do so, chapter 5 presents operando technique was developed and applied for the first time, at synchrotron SOLEIL (Saclay, France), by coupling EQCM measurements and structural characterization with

  oxidation/reduction reaction of the couple Ni(II)/Ni(III) was observed using EQCM with a slow charge transfer. The coupling of the electrochemical (EQCM and ac-electrogravimety) combined to the results of complementary physical techniques (EDX and XPS and in situ XRD) determined and confirmed the nature of the transferred species. Ac-electrogravimetry identified the nature, in terms of molar mass, and related kinetics and concentration variation of each of the reversibly transferred species associated with the redox reactions involving Ni. These mechanisms are summed up in equation evidenced reversible anion intercalation/deintercalation into the interlayer spacing in agreement with the redox reactions leading to modulate the electric charge of the layers. Concomitantly, the electric charge modulation enabled the reversible transfer of water molecules by tuning the Coulombian interactions within the layers. This phenomenon was confirmed by in situ XRD under polarization. In addition, the induced electrochemical modification of the pH at the coated interface via catalyzed oxygen evolution reaction (OER) allowed cation electro-desorption onto the LDH external surfaces in agreement with the pH of zero point of net charge of the nano-Ni/Fereversibly obtained in agreement with the pH value increase when OER stopped during the cathodic sweep. This phenomenon was evidenced by combining EDX/XPS analyses. Finally, the comparison between EQCM and ac-electrogravimetry postulated the electrocatalytic properties of interlayered water molecules. In this chapter, we investigated further the mechanisms of electroadsorption of cations as well as the electrocatalytic properties of the interlayered water molecules. Concerning electroadsorption of cations, electrochemical and electrogravimetrical techniques compared the influence of the cation nature on current and mass. Three monovalent cations were investigated in the following electrolytes: LiOH, KOH and CsOH. For a better insight, ac-electrogravimetry technique couples electrochemical impedance and mass/potential transfer functions measurements at different polarizations. In agreement with reversible redox reactions, it allowed identification of transferred species and determination of associated transfer kinetics. It also determines easiness of transfer and concentration variation of transferred cations to investigate the influence of the nature of the electrolytic cation on the intercalation/deintercalation of both anions and water, in agreement with the redox reactions involving Ni(III)/Ni(II) within the Ni/Fe-LDH 6/2. To investigate the electrocatalytic properties of the interlayered water molecules, an operando technique was developed and applied for the first time, at synchrotron SOLEIL (Saclay, France), by coupling EQCM measurements and structural characterization with a synchrotron XRD beam (20KeV) under polarization. In real time, under polarization of chem-Ni/Fe-LDH coated film, we recorded current, frequency related to mass, and parameters of the 003-peak of the XRD pattern simultaneously. Measurements enabled to differentiate water deintercalation, caused reinforced Coulombian interactions in agreement with OH -intercalation, from the oxidation of water into the interlayer spacing by OER.

Figure 5 .

 5 Figure 5.1 illustrates the electro-gravimetrical characteristic response obtained during the last cycle at

Figure 5 . 1 :

 51 Figure 5.1: Current and mass variation curves obtained from Ni/Fe-LDH for cycle number 60 under cyclic polarization between 0.440 V/SHE and a potential depending on the supporting electrolyte (0.710 V/SHE for KOH and LiOH 1 mol/L, 0.730 V/SHE for LiOH 1 mol/L, 0.84V/SHE for CsOH 0.1 mol/L).

  During the cathodic sweep, oxidized Ni(III) sites were reduced to Ni(II). The same behavior is observed for other electrolytes (Fig. 5.1b, c, d). Ni(III)/Ni(II) redox peaks appear at different potentials depending on the investigated electrolyte. For 1 mol/L electrolytes, it is situated in the same range of potentials, however slightly shifted to the anodic potential according to: E Ni(III)/Ni(II) (LiOH 1 mol/L) = 0.63 V/SHE  E Ni(III)/Ni(II) (KOH 1 mol/L) = 0.60 V/SHE  E Ni(III)/Ni(II) (CsOH 1 mol/L) = 0.58 V/SHE, following the pH value of the supporting electrolytes according to: pH (CsOH 1 mol/L)  pH (KOH 1 mol/L)  pH (LiOH 1 mol/L). For CsOH 0.1 mol/L, it is approximately 60 mV shifted to more anodic potential (E Ni(III)/Ni(II) CsOH 0.1M = 0.69 V/SHE) compared to that of CsOH 1 mol/L. This leads to E Ni(III)/Ni(II)-Ni/Fe 6/2 LDH (V/SHE) ≈ -0.08×pH +1.8 in the investigated pH range. The shape of the mass response also depends on the electrolyte. As previously studied for chem-Ni/Fe-LDH in KOH 1 mol/L (chapter 4), different species are simultaneously involved. During the anodic sweep, the global mass increase (slope 1) highlights the OH -intercalation, simultaneously with Ni(II) oxidation. The subsequent mass decrease (slope 2) is concomitant to the OER. From previous acelectrogravimetric study (chapter 4), it was modeled that the decrease in the interfacial pH value enables the electrodesorption of K + onto the external basal surfaces. It was also concluded that H 2 O molecules are driven out from the interlayer space as the OH -species are intercalated when some Ni(II) are oxidized. During the cathodic sweep, the counterflux of these species was expected. The mass increase (slope 3) is concomitant to the electroadsorption of K + as the interfacial pH increases as well as the intercalation of the water molecules. Finally, the mass decrease (slope 4) is due to the deintercalation of OH -during Ni(III) reduction.

  5.2) and inKOH 1 mol/L (Fig. 4.7). (Ni/Fe-LDH ac-electrogravimetry behavior was not investigated in 0.1 M supporting electrolyte; this concentration prevents the obtainment of a significant signal. Phenomena recorded in KOH 1 mol/L have already been discussed in Chapter 4. Here, the ac-electrogravimetry simulation (Fig.5.2) at 0.650 V/SHE shows that whatever the investigated electrolyte, the same species are reversibly transferred: a flux of anions (OH -) and, a counterflux of dehydrated cations (Cs + , K + , Li + ) and free water molecules.The simulation of the results obtained by ac-electrogravimetry at different potentials enabled to determine the transferred concentrations (Fig.5.3) of each of the species contributions in the different electrolytes. This shows the transfer of cations to the LDH during oxidation, as well as the counterflux of OH -and H 2 O. It has been proved in another study on Ni/Fe-LDH in KOH (chapter 4) that cations are electrosorbed/desorbed onto the external surfaces following equation(5.4):

Figure 5 . 2 :

 52 Figure 5.2: Fitting of the experimental data of a thin film of nano-Ni/Fe-LDH 6/2 in LiOH 1M (a) ∆q/∆E TF, (b) ∆m/∆E TF, (c) ∆m/∆E cation + water partial TFs (after removing the contribution of OH -) , (d) ∆m/∆E anion + water partial TFs (after removing the contribution of Li + ). Fitting of the experimental data of a thin film of nano-Ni/Fe-LDH 6/2 in CsOH 1M (a) ∆q/∆E TF, (b) ∆m/∆E TF, (c) ∆m/∆E cation + water partial TFs (after removing the contribution of OH -) , (d) ∆m/∆E anion + water partial TFs (after removing the contribution of Cs + ).

Figure 5 . 3 :

 53 Figure 5.3: ac-electrogravimetric results of Ni/Fe-LDH electrodes in three aqueous electrolytes (LiOH, KOH and CsOH 1M). Evolution of the kinetic parameters, K i (cm.s -1 ) is shown, for intercalated water molecules and anions (a) and cations (b). Evolution of the transfer resistance values, Rt i is shown, for intercalated water molecules and anions (c) and cations (d).

  Ni(II) to Ni(III) sites.

Figure 5 . 4 :

 54 Figure 5.4: Evolution of the relative concentration, C i -C O , of each species, over the potential range [0.575 V; 0.675 V], considering three aqueous electrolytes (LiOH, KOH and CsOH 1M).

Figure 5 . 5 :Table 5 . 1 :

 5551 Figure 5.5: Current and mass variation obtained from Ni/Fe-LDH versus time under cyclic polarization between 0.44V/SHE and a potential depending on the supporting electrolyte (0.710 V/SHE for CsOH 1 mol/L (c) and KOH 1 mol/L (b), 0.73V/SHE for LiOH 1 mol/L (a), 0.840 V/SHE for CsOH 0.1 mol/L (d), the scan rate is 10 mV/s

  /L electrolytes (Fig.5.5A, B, C), the electrogravimetrical behavior of Ni/Fe-LDH can be divided into three distinct periods. During the first period slot (Fig.5.5, period slot 1), the current density of the Ni(III) reduction reaction increases versus incremented cycles and is shifted towards more cathodic potentials with incremented cycles. The same phenomenon occurs with Ni(II) oxidation reaction (however it is not visible in Fig.5.5). These enhanced reactions are in agreement with the increase in some irreversibly oxidized Ni(III) clusters that enhance the conductivity of the Ni/Fe-LDH151,149,150,152,259 (chapter 4). The maximum current density of Ni(III)/Ni(II) peaks is reached after 15 cycles in LiOH 1 mol/L, 13 cycles in KOH 1 mol/L and 7 cycles in CsOH 1 mol/L (Fig.5.6) and should be correlated to the highest conductivity of the material. This hypothesis is corroborated as the increase in Ni(II) oxidation current density during the whole first period slot conducts to an enhanced catalysis of the OER i.e. the intensity of the OER increases and is progressively shifted to lower potential. The maximum intensity of OER is reached after 14 cycles in LiOH 1 mol/L, 8 cycles in KOH 1 mol/L and 5 cycles in CsOH 1 mol/L. Simultaneously to the increase in conductivity and in the catalysis of OER, the mass of the film remains constant from one cycle to another which highlights the stability of the film even under OER. It is to be noted that for KOH 1 mol/L, the experimental optimization of the anodic scanning potential within this first period increased the OER which enhances a premature mass decrease that is explained in the next paragraph.During the second period slot, (Fig.5.5, period slot 2) the current densities due to both H 2 O oxidation and Ni(III)/Ni(II) system decrease versus incremented cycles and are slightly shifted towards more anodic potentials. Those concomitant phenomena in agreement with those previously described during the first slot period clearly highlight the duality between conductivity and interfacial pH. The increase in conductivity drastically enhances OER which is responsible for the progressive and continuous decrease in the interfacial pH value versus incremented cycles. This renders water oxidation potential, more anodic. Depending on the supporting electrolyte, the OER current density decreases sharply (table 5.1) following the order: KOH 1 mol/L (-88%) > CsOH 1 mol/L (-58%) > LiOH 1 mol/L (-42%). The interfacial pH dramatic decrease is responsible for the anodic shift and decrease in Ni(III)/Ni(II) redox peaks as OH -anions are less available at the interface. Thus, the kinetics of the reaction (equation(5.6), adapted from equation (5.1) (chapter 4) is slower:

2 . 5 )

 25 was developed to simultaneously record EQCM measurements and the XRD pattern of the material at synchrotron SOLEIL (SIXS line). The whole setup is described in section 2.2.3.Several parameters were simultaneously recorded under XRD and cyclic polarization at room temperature: current, frequency shift of the quartz related to the mass variation of the LDH film and characteristic/details of the (003)-peaks of the LDH pattern. Concerning the latter parameter, one scan of the 003-peak was recorded at each second. Each peak was then fitted with a Lorentzian curve to plot the width, intensity and position of the peak versus time.For a better insight into the structural stability of the Ni/Fe-LDH under potential cycling and for a further investigation of the species transfer into the interlayer space, operando XRD coupled to electrogravimetric measurements were performed in KOH 1M, LiOH 1M and CsOH 0.1M solutions. The experiment could not be conducted in CsOH 1M as the X-ray synchrotron beam was mainly adsorbed by the electrolyte leading to too low signal that could not be interpreted. The 003-peak of the LDH diffractogram was recorded versus time, successively, in the absence of any polarization (4900 seconds) and against under polarization (potential cycling for 4900 seconds). The 003-peak was fitted with a Lorentzian curve to determine its Full width at half the maximum intensity (FWHM) and its position versus time and applied potential. The variation of the peak intensity can be related either to the change in electronic density or to the change in the electronic density distribution in the c-axis. The analysis of only one (00l) peak does not allow determining the relevant phenomenon, thus the peak intensity is not shown and discussed thereafter. The width of the peak is an indicator of the de-organization level of the layers within a sheet. The position of the 003-peak (in Q-range) was converted to obtain the LDH basal distance.The monitoring of the position of the coated Ni/Fe-LDH 6/2 003-peak was conducted for 4900 seconds without polarization in the investigated supporting electrolytes. It was then conducted under polarization.

Figure 5 .

 5 Figure 5.6 illustrates the data acquired for Ni/Fe-LDH 6/2 in LiOH 1M.
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 56 Figure 5.6: Evolution of the 003-peak of the Ni/Fe-LDH in LiOH 1 M (A) in the absence of any polarization and (B) under cyclic polarization between 0.440 V/SHE and 0.710 V/SHE, at 1mV/s

Figure 5 .

 5 Figure 5.7 shows operando XRD data acquired in KOH, LiOH 1 mol/L and CsOH 0.1 mol/L. It shows the electrogravimetric behavior of Ni/Fe-LDH 6/2 under cyclic polarization in agreement with the evolution of the LDH basal distance via the monitoring of the 003-peak.

Figure 5 . 7 :

 57 Figure 5.7: Operando XRD in LiOH 1 mol/L (a), KOH 1 mol/L (b) and CsOH 0.1 mol/L (c).

-

  the chemical reduction of Ni(III) sites (in agreement with E Ni(III)/Ni(II)-Ni/Fe 6/2 LDH  E O2/H2O ) that prevents the conductivity to be enhanced and is responsible for the drastic decrease in the intensity of the oxidationreduction peaks. OH -is irreversibly deintercalated. The mass oscillation around a stationary value is explained by a mass balance between interlayer species intercalation/deintercalation and external surface species adsorption/desorption while globaly OH - deintercalate, K + desorbs and Ni/Fe-LDH rehydrates. This is in agreement with the mass constancy, the decrease in pH at the interface and the decrease in the distortion in the lattice, the bondings Ni-O and Fe-O distances increase from ~1.9 Å to d(Ni-O) = 2.1 Å and d(Fe-O) = 2.0 Å. 246 By analogy, it is in agreement with the data acquired on structural properties of smectites bearing Fe(II)/Fe(III) iron. 251In CsOH 0.1 mol/L, the basal spacing oscillated around a "stationary" value versus incremented polarization cycles, which denotes a stability of the interlayer distance. By the end of the experiment, the intensity of the OER only decreased by 58% (and the majority of the decrease occurs between the 11 th and 12 th cycle during the optimization of the potential range). Within the whole cycling, the intentional enhancement of the dehydration phenomenon caused by OER did not sufficiently affect the basal spacing because acelectrogravimetry demonstrated that for the reversible redox reaction according to equation (5.1), Ni(III)/Ni(II) redox active couple within the Ni/Fe-LDH lattice (in KOH 0.1 mol/L) is able to reversibly deintercalate 6 H 2 O for each OH -intercalated in agreement with equation (5.1). The operando XRD conducted in CsOH 0.1 mol/L is in quite good agreement with such a water hydration.

  5.8 shows the electrogravimetrical curve and the interlayered spacing variation versus the cyclic potential variation obtained by operando XRD in LiOH 1 mol/L.

Figure 5 . 8 :

 58 Figure 5.8: Electrogravimetrical curve (in blue) and interlayered spacing variation (in red) and current (in black) versus the applied potential obtained operando XRD in LiOH 1 mol/L, scan rate at 1 mV/s.

  Previous investigation of the electrochemical behavior of nano-Ni/Fe-LDH in KOH 1 mol/L confirmed the pseudo-capacitance properties of mix cation and anion exchanger. It led to demonstrate the water molecule transfer during the reversible redox reaction involving the metal cation constituting the brucitic structure. It also led to postulate the electrocatalytic properties of interlayered water molecules. In this study, we investigated further the mechanisms of electroadsorption of three cations (Li + , K + , Cs + ) as well as the electrocatalytic properties of the interlayered water molecules by operando XRD coupled to electrogravimetric measurements.Electrochemical and electrogravimetrical techniques (EQCM) allowed us to compare the influence of the cation nature on current density and mass variation. For a better insight, ac-electrogravimetry technique was employed for the identification of transferred species and the determination of associated transfer kinetics. It also allowed to determine the easiness of transfer and the concentration variation of the transferred cations.Under the investigated conditions, the current density of H 2 O oxidation and Ni(III)/Ni(II) redox reactions are intimately linked. Whatever the electrolyte, the same species are reversibly transferred: anions (OH -), dehydrated cations (Cs + , K + , Li + ) and water molecules. Ni(II) oxidation generates reinforced Coulombian charges between the layers owing to the expulsion of interlayered water molecules. The intercalation of one OH -anion is correlated/linked with the expulsion of water molecules. The H 2 O to OH -ratio depends on the nature of the investigated electrolyte. Concomitantly, the electrochemical modification of the pH at the coated interface correlated with catalyzed oxygen evolution reaction, allowed cations electroadsorption/desorption onto the external surfaces in agreement with the pH of zero point of net charge of the nano-Ni/Fe-LDH. Each of these species is transferred with its own kinetics and concentration depending on the potential and the supporting electrolyte. Regarding interlayered water molecules, electrochemical irreversible transfer occurs during the OER that depends on the interfacial pH and the applied potential.

  obtained in LiOH 1 mol/L is different from the others. In comparison with data acquired in KOH and CsOH, the differences are localized in both kinetics and concentration of reversibly transferred species. The consecutive huge catalysis of the interlayered H 2 O, in agreement with the OER enhancement and the slow downed but continuous OER (I OER LiOH  I OER KOH) let to appreciate the OH -intercalation/deintercalation by gravimetry. An operando technique was developed and applied at synchrotron SOLEIL (Saclay, France), by coupling EQCM measurements and structural characterization under polarization to investigate the electrocatalytic properties of the interlayered water molecules. In real time, under polarization, current, mass of Ni/Fe-LDH coated film, LDH basal spacing, electronic density along the c axis and organization level of the layers were recorded simultaneously. Measurements enabled to differentiate water deintercalation caused reinforced Coulombian interactions in agreement with OH -intercalation, from the oxidation of water into the interlayer spacing by OER. Whatever the investigated supporting electrolyte, the 003-peak is observed over the whole cycling experiments during 4900s which demonstrates the LDH structure is conserved versus time and applied potential. Both FWHM and basal distance vary with time. Nevertheless, they vary anticorelatively and with a similar percentage of variation which indicates that the number of stacked layers within a particle remains globally constant in agreement with the Scherrer equation. This result clearly highlights the constant characteristic structure of the Ni/Fe-LDH versus polarization and time. This finding, associated to the constant mass response in period slot 3, is related to the absence of any dissolution, dissolution/reprecipitation or crystallization of the LDH material. The presence of some irreversibly oxidized Ni(III) clusters within the lattice is responsible for the increase in the distortion in the lattice which progressively and irreversibly prevent deintercalated water. This phenomenon aggravates the electrostatic attraction between anions and positively charged layers, in agreement with the progressively collapsing of the Ni/Fe-LDH particle layers. Concomitantly, the interlayered oxygen evolution reaction occurs. Reversible water "swelling" caused by the reversible redox reactions involving Ni(III)/Ni(II) within the Ni/Fe-LDH and concomitantly by the electrocatalysis of the H 2 O interlayered water was demonstrated by EQCM measurement, ac-electrogravimetry and operando XRD under cyclic polarization. This phenomenon appeared reversible: the decrease in OER as well as the reversible chemical oxidation of the Ni(III) clusters within the lattice allowed Ni/Fe-LDH to rehydrate. Under the investigation conditions, the monitoring of the 003-peak by operando XRD and electrochemical measurement clearly highlighted H 2 O swelling behavior within the nano-Ni/Fe-LDH. For a better insight into the change in electronic density and/or into the change in the electronic density distribution in the c-axis, new operando measurements will be conducted on different (00l) peaks to determine more relevant phenomena General conclusions and outlook In this Ph.D thesis, thin films of nano-Ni/Fe-LDH 6/2 coated onto electrode were prepared by chemical or assisted electrochemical routes to investigate the ions and water molecules transfers at the interface between the LDH and the electrolyte under polarization. Special attention was paid to the Ni/Fe-LDH 6/2 because it is known to be one of the most conductive LDH and electroactive Ni can be reversibly switched between the (+II) and (+III) oxidation states under polarization. Nano-Ni/Fe-LDH 6/2 was investigated to enhance the number of transfer sites (i.e intercalation sites and adsorption sites onto both edge and basal surfaces). For a better insight in the associated transferred species (anions, cations and water molecules), experiments were conducted in different supporting electrolytes (LiOH, KOH and CsOH) whose pH value was higher than Ni/Fe-LDH 6/2 pH of zero point of net charge (for Ni/Fe-LDH 6/2, pH PZNC equals 8).Each LDH synthesis route has specific advantages and drawbacks in terms of crystallinity, morphology of LDH and charge transfer level. The choice of synthesis route has also a consequence on the employed investigation techniques and on the mechanism of charge transfer and side reactions.Based on the state of the art of assisted electrochemical synthesis route of LDH, the insight into the different reactions that play a role in the synthesis route of Ni/Fe-LDH 6/2 was deepened through EQCM measurements. The cathodic potential for deposition was evaluated in order to deposit a thin film of LDH onto the electrode by assisted electrochemistry.Through EQCM measurements in KOH 1 mol/L, reversible Ni(II)/Ni(III) redox reaction was observed correlated to a reversible complex mass variation of the LDH film. The transfer mechanisms and kinetics of ions and water molecules were specifically studied by ac-electrogravimetry. For the first time, this study investigated all the redox reactions as well as both the related ionic and water transfers using nano-elec-Ni/Fe-LDH 6/2 via electrochemical and electro-gravimetrical characterizations. During Ni(II) oxidation a flux of K + and a counterflux of OH -and free water were evidenced. It led to demonstrate the nano-Ni/Fe-LDH pseudocapacitance properties of mix cations (K + ) and anions (OH -) exchanger. However, the low crystallinity of the material prevented XRD advanced analyses from being performed which further limits in depth physico-electrochemical investigations for pointing out the specific sites where each reaction takes place.

  For a better insight, EQCM and ac-electrogravimetry methodology were thus performed on chemically synthesized nano-Ni/Fe-LDH in KOH 1 mol/L. It allowed identification of the nature of the charged and uncharged transferred species as well as the kinetics (K(K + ) > K(H 2 O) > K(OH -)), easiness of transfer, transferred concentration and mass for each species at different polarizations. As previously mentioned for the electro-assisted deposited LDH, the nano-Ni/Fe-LDH pseudocapacitance properties of mix cations (K + ) and anions (OH -) exchanger was demonstrated.The positive charge layer increase related to oxidation of Ni(II) to Ni(III) is balanced by intercalation of OH - anions in the LDH interlayer space. The intercalation of one OH -anion follows the expulsion of two intercalated water molecules in agreement with the following equation: )16-c (OK) c ] (2+x)+ [(OH) 2+x ] (2+x)-,(4-2x)H 2 O + 2xH 2 O + xe-This mechanism was further evidenced by in situ XRD analyses and it was demonstrated that it is an intercalation/deintercalation process. The water molecule transfer during the reversible redox reaction i.e.Ni(II) oxidation generates reinforced Coulombian charges which leads to the expulsion of intercalated water molecules.Concomitantly, the electrochemical variation of the pH at the electrolyte/LDH interface, via catalyzed oxygen evolution reaction, allowed cation electroadsorption/desorption onto the external surfaces of the LDH particles in agreement with the pH of zero point of net charge of Ni/Fe-LDH. This phenomenon was confirmed by EDX and XPS analyses, in agreement with the following equation:[Ni II 6-x Ni III x Fe III 2 (OH) 16-c (OK) c ] (2+x)+ [(OH) 2+x ] (2+x)-,(4-2x-z)H 2 O + 2z H +  [Ni II 6-x Ni III x Fe III 2 (OH) 16-c (OH) c ] (2+x)+ [(OH) 2+x ] (2+x)-,(4-2x-z)H 2 O + c K + + (2z-c) H +Experiments led to postulate the existence of an irreversible oxidation reaction attributed to water oxidation, with O 2 evolution reaction at the interlayer space. The study was deepened by investigating further the mechanisms of electroadsorption of cations in the presence of different supporting electrolytes (LiOH, KOH and CsOH) as well as the electrocatalytic properties of the intercalated water molecules by operando XRD coupled to electrogravimetric measurements. Ac-electrogravimetry technique allowed identification of transferred species and determination of associated transfer kinetics. It also determined easiness of transfer and concentration variation of transferred cations. Whatever the electrolyte, the same species are reversibly transferred: anions (OH -), dehydrated cations (Cs + , K + , Li + ) and free water molecules, however with own kinetics and concentration depending on the applied potential and the nature of the cations present in the supporting electrolyte. For a better insight into the electrochemical induced phenomena, operando technique was developed and implemented at synchrotron SOLEIL (Saclay, France), by coupling EQCM measurements and structural characterization under polarization to investigate the electrocatalytic properties of the interlayered water molecules. Reversible water swelling caused by the reversible redox reactions involving Ni(II)/Ni(III) within the Ni/Fe-LDH and concomitantly by the electrocatalysis of the H 2 O intercalated water was demonstrated by EQCM measurement, ac-electrogravimetry and operando XRD under cyclic polarization. This phenomenon appeared reversible: the decrease in OER as well as the reversible chemical oxidation of the Ni(III) within the lattice allowed Ni/Fe-LDH to rehydrate. The (003)-peak is observed over the whole cycling experiment during 4900 s demonstrating that the LDH structure is conserved versus time and applied potential. Both full width at half maximum and basal distance varied versus time. Nevertheless, they varied anticorelatively and with a similar percentage of variation which indicated that the quantity of stacked layers within a sheet remained constant in agreement with the Scherrer equation. This result clearly highlighted the maintained characteristic structure of the Ni/Fe LDH versus polarization and time and the absence of any dissolution, dissolution/reprecipitation or crystallization of the material. New operando measurements should be conducted on different (00l) peaks for a better insight into the change in electronic density and/or into the change in the electronic density distribution in the c-axis. These results pave the way to large perspectives for layered double hydroxides. LDHs could be used as "universal material" and optimized for the development of toxic, strategic or expendable cations and anions capture/release processes. Contrary to Ni-based LDH with enhanced faradaic properties, Co-based LDH are known to have less faradaic properties and enhanced capacitive properties. Thus, it could be particularly interesting to compare and evaluate the difference in terms of electrochemical behavior: definition of a standards Co (III) /Co (II) -Cobased-LDHs redox potential, nature, kinetics, and concentration of adsorbed, intercalated and transferred species, OER and hydrogen evolution reaction (HER) performances. 260 Another way could be the synthesis of Ni-Co-based LDH hybrid materials such as to define and compare the electrochemical behavior.

Figure 1 :

 1 Figure 1: (a) X-ray powder diffraction pattern of the nano-Mg/Fe-LDH, (b) FEG-SEM micrograph of the nano-Mg/Fe-LDH thin film.
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 2 thin film was successively investigated in three different potential ranges, i.e. [-1.8; -0.3]V, [-1.2; -0.3]V and [-1.5; -0.3]V, to prove the H 2 O reduction in the intercalated spacing. The electrode was finally rinsed with distilled water, dried at room temperature, and investigated again in the initial potential range [-1.8; -0.3]V. Results were compared to the behavior of a bare gold-patterned resonator.

Figure 2 :

 2 Figure 2: Representative EQCM measurements of a gold electrode coated with LDH successively cycled in different potential ranges: (a) [-1.8; -0.3]V, (b) [-1.2;-0.3]V, (c) [-1.5;-0.3]V, (d) [-1.8; -0.3]V after drying it in air for 12 hours.2.2.1. EQCM in the [-1.8; -0.3]V range Fig. 2a shows the I-V curve (in red) of a bare gold-patterned resonator in the range [-1.8; -0.3]V where the reduction of the H 2 O starts below -1.2V.

2. 2 . 3 .

 23 EQCM in the [-1.5; -0.3]V range Continuing the electrochemical cycling in the potential range [-1.5;-0.3]V during 9 cycles (Fig.2c) reactivates the hydrogen evolution reaction from the bulk. The interfacial pH increase leads to an enhanced deprotonation and reversible cation electroadsoption onto the LDH surface in higher quantity than previously observed in the range [-1.2; -0.3]V (Fig.2b). Under these conditions, cation electroadsorption/desorption dominates the LDH electrogravimetric response following: 2.2.4. EQCM in the [-1.8; -0.3]V range -regeneration of the initial LDH
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1.3.1 Chemical syntheses of the LDH 1.3.1.1 Co-precipitation method with constant pH -separated nucleation and aging steps, 1 or with variable pH 21,77

  

  Some authors use the deposition of nanomaterials on electrode surface, i.e. copper nanoparticles modified gold electrodes, Cu/Pd bimetallic properties modified BDD (boron doped diamond), Cs (solid carbon) nanoparticles and PP (polypyrrole) nanowires modified gold electrodes which increases the sensitivity of the electrode response by maintaining a large and highly active surface area.112 

Table 1 .1: Table of standard redox couples values

 1 

	Redox couple	Redox couple E° (V/SHE)
	O 2 /H 2 O	1.23 [Pourbaix]
	Ni III /Ni II	0.48 129 130
	Co III /Co II	1.01 130
	Mn III /Mn II	0.59 130
	Fe III /Fe II	0.77 130
	H 2 O/H 2	0 [Pourbaix]
	The most commonly synthesized LDHs are composed of Ni II /Al III , Ni II /Fe III , Co II /Fe III , Co II /Al III , Mg II /Fe III in
	different ratios as well as monometallic LDH like Co II /Co III -LDH and green rusts Fe III /Fe II -LDH. The
	conductivity and transfer mechanism of each of them are investigated in the literature.

  Mixed LDH Ni II /Co II /Al III -LDH composed of both Ni II and Co II as divalent cations with different ratios as well as Al III were co-precipitated in the chemical route to mix the properties of bothNi-based LDH and Co-based LDH. 

	The same
	diffusional regime is observed for Co/Al-LDH 2/1 131 with an apparent diffusion coefficient of 2.10 -8 cm 2 .s -1 . EIS
	data (Fig. 1.3B) show a quasi-straight line at each potential. Consequently, only two constant phase components
	(CPE) are used in the equivalent circuit, suggesting that the two resistant components (R et and R d ) vanished
	within the investigated frequency range.
	The structural difference between Co/Al-LDH and Ni/Al-LDH explains the variation in the capacitive properties.
	From XRD, the a parameter (proportional to the interatomic distance between two metals) of the two materials 131
	reveals a smaller interatomic distance for Co/Al-LDH than for Ni/Al-LDH. Consequently, the electronic transfer
	should be facilitated in cobalt-based LDH. This is confirmed with the charge transfer resistance (determined by
	EIS) that is lower for Co/Al-LDH 4/1 than for Ni/Al-LDH 4/1 with 0.4 Ohm.cm 2 and 14.1Ohm.cm 2
	respectively. 143 Consequently, Co/Al-LDH is more capacitive than Ni/Al-LDH. 135 The oxidation of Ni/Al-LDH is
	governed by a faradaic process with low redox current density while the oxidation of Co/Al-LDH is governed by
	a multi-site pseudo-capacitive behavior. Thus, cobalt containing LDH have been investigated as electrode
	materials for supercapacitors, 7,8 and Ni containing LDH for batteries. 6
	Two different routes were used: the two mixed phases synthesized separately with (Co/Al-NO 3 -LDH 2/1) 1-r and
	(Ni/Al-NO 3 -LDH 2/1) r with r ≤ 1, and a single phase synthesized with Ni 2+ , Co 2+ and Al 3+ altogether by
	coprecipitation method as (Co x Ni 1-x )/Al-NO 3 -LDH 2/1 phase with x ≤ 1 where divalent metals are substituted at
	a local intralayer scale. For x ≥ 0.4, the peak potential (E pa ) decreases and the a parameter decreases with a quasi-
	linear behavior versus x. For x > 0.5, R et progressively decreases reaching a minimum value. Q tot as function of

  12-2y (O) 2+y (H 2 O) y CO 3 or Fe III 6 (OH) 12-2z (O) 2+z (H 2 O) 6+z SO 4 with 0 ≤ y or z ≤ 2. The solid-state reduction gives ferrous exGRc-Fe(II) or exGRs-Fe(II), with chemical formulas [Fe II 6

  Mg 2+ is doubly charged). The authors propose a model of a loss of cations from the LDH film for charge compensation, following the reaction:[Ni/Al][C + , Fe II (CN) 6 ](s) ⇄ [Ni/Al][Fe III (CN) 6 ](s) + e -+ C + (aq). (1.16) Results were similar with Ni/Al-Cl LDH films after the exchange with [Mo(CN) 8 ] 4-. Yao et al. 149 also attributed the decrease in mass during oxidation of the [Fe(CN) 6 ] 4-in Mg/Al LDH films that had been aged for 2 weeks in sodium sulphate and sodium chloride solutions to the expulsion of Na + from the films.

(OH) 6 environments of the Co/Al-LDH structure for charge compensation following the electron transfer, with a probable competition with proton loss. During oxidation of Ni/Al-LDH 164 between 0.2V and 0.5V/AgAgCl NaCl 3M in potassium acetate, sodium acetate, and magnesium acetate, the MPE gives -23g/mol, -41 g/mol and -14g/mol respectively (

  Co/Al-NO 3 (ox/red)-LDH submitted to the oxidation in KOH at a potential of 0.8 V/SCE followed by a reduction at a potential of 0V/SCE. The position of the (00l) diffraction peaks is shifted toward higher 2θ values for treated phases demonstrating a decrease of the interlayer distance from ∼9.04 Å for Co/Al-NO 3 to 7.67 Å for Co/Al-NO 3 (ox) and Co/Al-NO 3 (ox/red). The authors attributed the change to the replacement of nitrate anions by OH -anions in the interlayer space, which occurs quickly after immersion in KOH electrolyte solution or most likely because CO 3 2anions replace the OH -after the solids have been separated from the liquid phase, washed with water, and airdried. Indeed, the interlayer distance of 7.67 Å is very close to that expected for carbonate-containing LDH. The

	exchange with CO 3 2-is further confirmed by FTIR. After the electrochemical treatments, the NO 3 -vibration band
	disappears and is replaced by a broad absorption band at 1360 cm -1 corresponding to the ν 3 vibration of CO 3 2-.

ex situ sample, i.e. Co/Al-NO 3 (ox)-LDH recovered after oxidation in KOH at a potential of 0.8 V/SCE -Ex situ sample, i.e.

XRD, FTIR and EDX analyses were also realized on powder Ni/Al-NO 3 .

135 

After one night exchange in 0.1M NaOH, KOH and LiOH, ex situ analysis by XRD shows only a shift of the (0 0 l) diffraction peaks to lower 2θ, demonstrating a decrease of the interlamellar distance (d spacing) from 0.86 to 0.77nm, consistent with an exchange reaction of nitrate by carbonate anions in the interlamellar space, which is further confirmed by the carbonate band at 1400 cm -1 observed on FTIR spectra. The authors suggest that such exchange may have occurred after removing the solid from the solution in contact with atmospheric CO 2 . Similarly, before and after the electrolysis of Ni/Al-NO 3 suspension at 1V vs. SCE for 1 h in highly basic conditions, an exchange reaction takes place. In all cases, the (110) diffraction line reflecting the intralayer organization remains unchanged indicating that the LDH layer structure was not modified upon neither the exchange process nor the oxidation of some of the LDH Ni 2+ sites.

The same conclusion is reported for another Ni/Al-CO 3 -LDH phase confirming the good stability of Ni/Al-LDH structure upon oxidative cycling in basic medium. EDX analyses were realized on thin films of Ni/Al-NO 3 -LDH deposited on platinum electrodes before and after electrochemical oxidation in different C + OH -electrolyte solutions. EDX analyses conducted in two regions of each sample, one near the edge and one near the center of the coating, evaluate the Ni/Al ratio to be around 2. After the electrochemical treatment:

  Upon contact with the KOH electrolyte, the interlayer distance of the Co/Al-NO 3 thin film electrode quickly decreased from ∼9.03 to ∼7.58Å, in agreement with ex situ measurements. The authors assign this to the exchange of NO 3 -by OH -. From the beginning of the polarization, a net increase of the intensity of (00l) diffraction peaks (003), ∼7.58 Å and (006) ∼3.73 Å is a marker of the improvement of the cristallinity. Taviot-Gueho et al. relate this to a migration of OH -species enhanced by an increase of the positive charge of the hydroxide layers resulting from the oxidation of Co 2+ . Then, the crystallinity decreases continuously and the (00l) peaks gradually split into two peaks leading to two interlayer distances at 3.72 × 2 = 7.44 Å attributed to a OH --

containing LDH phase and at 3.87 × 2 = 7.74 Å. The origin of the latter distance is uncertain and it was not observed in ex situ experiments. Many hypotheses are excluded by the authors: the formation of carbonatecontaining LDH is excluded as the measurements were carried out in an airtight cell. Nor is it the β-Co(OH) 2 or γ-Co 1-x Al x OOH 14 displaying characteristic interlayer distances of 4.6 and 6.89 Å, respectively. The formation of α-Co(OH) 2 phase incorporating NO 3 -/OH -interlayer anions as a side product of the oxidation process cannot be ruled out.

1 Preparation procedure of LDH thin films 2.1.1 Preparation procedure of chemically synthesized LDH and thin film formation 2.1.1.1 1 st step: Co-precipitation with variable pH

  LDHs were studied in the literature.Ni-based LDH and Co-based LDH, the most conductive ones, are of interest for a better response, electronic kinetics, and reversibility. Their conductivity is even enhanced for both when combined with Fe. For practical reasons and because we want to essentially study the Faradaic process, we focused on the preparation and study of the Ni/Fe-LDH.Chapter 2 begins with the description of the two LDH sample preparations; one concerning the chemical synthesis and the other concerning electrochemically assisted synthesis. Then, the techniques and methods of morphological and structural characterization of the material are described. Finally, the electrochemical characterization techniques and the coupling to the XRD characterization are presented.

	Chapter 2
	Materials and methods
	50

2.

The Ni II /Fe III -CO 3 -LDH 3/1 (in chapter 4 and 5) and the Mg II /Fe III -CO 3 -LDH 2/1 (Annex A) were chemically synthesized with the varying pH method in air at 35°C.

[START_REF] Seron | Synthesis of layered double hydroxides (LDHs) with varying pH: A valuable contribution to the study of Mg/Al LDH formation mechanism[END_REF] 

For the synthesis of Ni II /Fe III -CO 3 -LDH 3/1, Ni(NO 3 ) 2 .6H 2 O and Fe(NO 3 ) 3 .9H 2 O salts were dissolved in deionized water to obtain a molar ratio Ni II /Fe III equal to 3. For the synthesis of Mg II /Fe III -CO 3 -LDH 2/1 LDH, Mg(NO 3 ) 2 .6H 2 O and Fe(NO 3 ) 3 .9H 2 O salts were dissolved in deionized water to obtain a molar ratio Ni II /Fe III equal to 2. The metals were precipitated by a basic aqueous solution containing 1 M Na 2 CO 3 (99.8% purity) and 2.6 M NaOH (98% purity) and introduced

  glassy carbon, 114 gold, 115 FeCrAlloy 116 and Ni metal 117 . Some authors use the deposition of nanomaterials on electrode

surface, i.e. copper nanoparticles modified gold electrodes, Cu/Pd bimetallic properties modified BDD (boron doped diamond), Cs (solid carbon) nanoparticles and polypyrrole (PP) nanowires modified gold electrodes which increases the sensitivity of the electrode response by maintaining a large and highly active surface area.
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Table 4 .2: Period obtained during 5 successive polarizations at 0.450 V (Ni reduction) and at 0.640 V (Ni oxidation in KOH 1 mol/L.

 4 Table 1 shows the shift in position of the 003-period for 5 successive experiments.

	Experime nt number	Applied potential (V)	Period (Å)	Error (Å)	Period variation (Å)
	1	0.450	7.4280 0.0239 ---
	2	0.640	7.3619 0.0444 -0.0661
	3	0.450	7.4426 0.0250 0.0807
	4	0.640	7.3855 0.0449 -0.0571
	5	0.450	7.4532 0.0270 0.0677
	The Ni oxidation at 0.640 V (experiments 2 and 4 in Table 4.2) leads to the 003-period decrease, whereas the Ni
	reduction at 0.450 V (experiments 3 and 5) lead to the 003-period increase. The redox reactions involve a local
	withdrawal/expansion of d-spacing from the average value.		

  Ni/Fe-LDH 6/2 particles in KOH 1 mol/L indicates LDH pseudocapacitive properties of a mix cation and anion exchanger. Indeed, two different ionic species with different kinetics were detected, their contribution was attributed to two different processes (redox and capacitive). The layer positive charge increases due to oxidation of Ni(II) to Ni(III), it is balanced by intercalation of OH -anions in the LDH interlayers. The intercalation of one OH -anion follows the expulsion of This phenomenon can be related to the free water transfer owing to conformational movements of electroactive film, 11 leading to the LDH layer contraction. Indeed, EXAFS analysis of polarized Ni/Fe-LDH 6/2 electrodes indicates that both Ni-O and Fe-O distances decrease to ~1.9 Å (from d(Ni-O) = 2.06 Å and d(Fe-O) = 2.01 Å in the unpolarized electrode). 246 The Ni-O bond shortening is consistent with the increase in Ni oxidation state. 5

	two interlayered water molecules (Fig. 4.9a) according to the following equation (4.6):
	[Ni II 6 Fe III 2 (OH) 16-c (OK) c ] 2+ [(OH) 2 ] 2-,4H 2 O + x OH 	(4.6)
	[Ni II 6-x Ni III	x Fe III 2 (OH) 16-c (OK) c ] (2+x)+ [(OH) 2+x ] (2+x)-,(4-2x)H 2 O + 2xH 2 O + xe-
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