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Introduction Introduction

The net consumption of electricity worldwide has increased dramatically from 1980 to 2017, namely from 7.3 to 22.3 TWh, respectively. 1 Nearly 50% of that amount was generated from gas and coal. For example, in 2016 the total world energy came from oil 32%, gas 22%, coal 26%, biomass 10%, only 5% nuclear and 5% renewables. 2 Based on REN21's (Renewable Energy Policy Network for the 21st Century) 2017 report, renewables contributed 19.3% to humans' global energy consumption. Unfortunately, the consumption of the produced energy is accompanied by the release of the waste heat. Waste heat is heat that is produced by a machine, or other process that uses energy, as a byproduct of doing work. 3 Due to the limited efficiencies of power plants it is necessary to burn more fuels in order to achieve the desired energy output. This contributes to an increase of greenhouse gas emissions and global warming. For example, cars generate about two times more waste heat than actual useful work (with η≈25%). 4 The waste heat conversion to electricity can be realized by means of thermoelectricity (TE). Over the last decades, the inorganic TE has progressed dramatically. Different technologies have been developed to build efficient TE generators (TEGs) such as silicon technologies both CMOS compatible (such as N-and P-type polycrystalline silicon, poly-SiGe and recently silicon nanowires (SiNW) and non-compatible materials like Bi-Sb-Te alloy. 5 The performance of TE material is usually characterized by the dimensionless figure of merit:

2 zT T    ,
where  -the Seebeck coefficient,  -the electrical conductivity,  -the thermal conductivity. A good TE material must have high  and  , and low  . The nominator of i) The choice of dopant/polymer is first of all referred to the gap between dopant's LUMO and polymer's HOMO which allows an efficient charge transfer in case of p-type material.

ii) Different doping methods have been investigated in literature such as mixed solution/ sequential processing 14,15 , vapour phase doping 12,13 , and more recently incremental concentration doping (ICD).

Moulé et al. have demonstrated a drastic increase in conductivity for sequentially processed (SqP) films in compare to mixed-solution processed due to better structural order. 14 The difference between these two methods is the following: in SqP method films are deposited on a substrate with subsequent doping, whereas in mixed-solution method both polymer and dopant are co-dissolved and film is further prepared by drop-casting this mixture on a substrate. SqP allows to have a better solid-state order, the morphology can be semicrystalline or liquid-crystalline as it is usually seen for conjugated polymer films. 12,14,15 Vapourphase doping is another method that allows to intercalate dopant molecules progressively into the pristine polymer structure without the need for an organic solvent that can interact also with the polymer during doping. Chabinyc et al have reported a significant increase in conductivity of vapour doped P3HT:F4TCNQ films up to 48 S/cm in compare to SqP. 13 These results underline the importance of the doping process on the resulting PF of doped polymers.

iii) The structure of pristine polymer films depends strongly on: chemical parameters of the polymer such as molecular weight, regioregularity, polydispersity, film preparation methods and crystallinity. Hynynen et al. demonstrated the correlation between the P3HT film's initial crystallinity and the final conductivity of F4TCNQ doped films 12 whereas Scholes et al showed that a higher degrees of film crystallinity leads to higher mobility and greater important literature relative to pristine P3HT especially structural aspects and the variety of alignment methods are introduced. The third part of this chapter deals with the doping process and existing doping methods for semiconducting polymers. Structural changes in polythiophenes upon doping are detailed. The chapter is concluded by a brief discussion on the correlation between conductivity and Seebeck coefficient in doped polymer semiconductors and the related theoretical background.

In the Chapter 2 we focus on the P3HT/F4TCNQ system and more precisely how the variation of the rubbing temperature yields two possible P3HT structures: smectic-like and semi-crystalline and how this affects the system once in the doped state. We show that the semi-crystalline structure of aligned P3HT films shows superior thermoelectric properties as compared to the smectic-like phase because of both a higher in-plane orientation and a higher doping level. Conductivities up to 160 S/cm and power factors of 56 W m -1 K -2 along the rubbing direction are obtained versus a few W m -1 K -2 for non-oriented films. Different intercalation mechanisms of F4TCNQ in the layers of alkyl side chains are evidenced by electron diffraction in doped oriented films of the smectic-like and the semi-crystalline phases. We provide compelling evidence that doping of the smectic-like phase promotes ordering of P3HT backbones along the chain direction within individual -stacks whereas for the semi-crystalline phase, dopant intercalation reorganizes the arrangement of successive  -stacks and perturbs the packing of alkyl side chains. Insight in the orientation of F4TCNQanions in the layers of alkyl side chains of P3HT crystals was further retrieved from a detailed polarized UV-vis-NIR spectroscopic analysis. Our results demonstrate that both orientation of the polymer chains and crystallinity enhance the thermoelectric properties as well as the doping level. We anticipate that detailed control of polymer morphology in films further improves the thermoelectric figure of merit of semiconducting polymers.

In Chapter 3, we compare two similar systems of semicrystalline P3HT doped by F4TCNQ and F6TCNNQ. Peculiar attention is given to structural modifications taking place upon doping P3HT with F6TCNNQ. In this contribution we investigate the effect of the dopant on optical, structural and thermoelectric properties in aligned P3HT films doped sequentially with F4TCNQ and F6TCNNQ. We evaluate how the dopant size and electron affinity affect the final film structure as a function of dopant concentration. The main questions addressed in this study are the following: What are the differences between F4TCNQ and F6TCNNQ in terms of structure, optical and TE properties? How bulky dopant molecules such as F6TCNNQ will affect the resulting structure of doped film? What is the doping level in such a system? To answer these question, we used a combination of UV-Vis spectroscopy and low dose electron diffraction to provide an insight into how the doping by different molecules affects the final polymer structure and how the dopant molecules are distributed in the P3HT crystals.

Measurements of DC conductivity and Seebeck coefficients in anisotropic films help to draw correlations between doped polymer structure and TE properties.

The TE performances between these two systems remain quite similar and the increase in conductivity is accompanied by a decrease of the Seebeck coefficient. Regarding the structural findings, both F4TCNQ and F6TCNNQ dope essentially the crystalline part of the film but the doping mechanisms are different. ED provides compelling evidence for the intercalation of F6TCNNQ dopants in the crystal lattice of P3HT. A tentative model for the structure of F6TCNNQ-doped P3HT is obtained from ED analysis showing that the stoichiometry of the doped phase is one dopant per four thiophene monomers i.e. a maximum doping concentration of approximately 25%.

Chapter 4 describes the doping of semicrystalline oriented P3HT films with the metalorganic compound -Mo(tfd-COCF3)3. We report a record thermoelectric power factor of up to 160 uW m -1 K -2 for the P3HT. This result is achieved through the combination of hightemperature rubbing of thin films together with the use of a large molybdenum dithiolene pdopant with a high electron affinity. Comparison of the UV-vis spectra of the chemically doped samples to electrochemically oxidized material reveals an oxidation level of 10%, i.e. one polaron for every 10 thiophene units. The high power factor arises due to an increase in the charge-carrier mobility and hence electrical conductivity along the direction of rubbing. We conclude that P3HT, with its facile synthesis and outstanding processability, should not be ruled out as a potential thermoelectric material.

Finally, a general conclusion is given that draws the main conclusions of the thesis and proposes perspectives for the design of TE polymer films with enhanced TE properties. Ideally, such delocalization should be spread over the whole length of the backbone, but it is never the case due to defects, twisting and chain folding that interrupt conjugation. Wearable electronics is currently becoming increasingly prevalent in many aspects of life, including sports, communications, health and wellness, expenditure tracking and wireless payment, wireless keys, socialization, and so forth. 7 In particular organic field effect transistors are widely used as constituents of various devices e.g. phototransistors 8 , chemical sensors 9 , pressure sensors 10 , temperature sensors 11 . As an example for its potential applicability in plastic electronics, flexible OFETs are of particular interest as sensors for detecting gaseous pollutants 12 , humidity level 13 , pH 14 and even drug-abuse 15 . Numerous thiophene-, naphathalene diimide-, DPP-based copolymers are used for these purposes (see

-bonding

Figure I.
3). 7 In photovoltaics, P3HT, polyphenylene vinylene (PPV) in combination with phenyl-C61-butyric acid methyl ester (PCBM) or carbon nanotubes have been widely investigated to study the fundamental electronic processes at play in organic solar cells. 16,17 Electroluminescent properties of conjugated polymers have also been exploited in the design of Organic Light Emitting Diodes (OLED) that use conjugated polymers as semiconducting materials to produce flexible displays, indoor lighting, etc. 18

I.3 Chemical engineering of conjugated polymer units

Chemical engineering of CP units allows obtain specially tailored electronic, optical and structural properties of a resulting material. CPs made of an alternation of electron-rich and electron-poor units lead to so-called low-band gap polymers with a band gap energy (Eg) usually below 2eV. The band gap determines both optical properties (range of light absorption for photovoltaic applications) and charge transport. In particular, the energy levels of the HOMO/LUMO can be adjusted and determine the polymer ability to become a conducting polymer through oxidation/reduction of the backbone upon doping. 1 Theoretical calculations can serve as guidelines for designing CP with particular electronic properties, such as e.g. band gap (Eg), electron affinity (EA), ionization potential (IP). In particular, Eg is strongly affected by the following parameters: the bond length alternation, the inter-ring torsion angle, interchain effects, the resonance energy and substituent effects. 19 Several strategies have been applied to reduce the band gap Eg : fusion/substitution 20 , ladder polymerization 21 , copolymerization 22 and donor-acceptor polymerization 23 .

The backbone planarity and rigidity of CP, which allows for charge delocalisation that is crucial for carrier transport, makes them difficult to process since these polymers are usually insoluble in organic solvents and show very high melting temperatures. This is why alkyl side chains have been introduced in CPs. Side chain tailoring allows to improve solubility in organic solvents, reduce the melting temperature and enhance the self-assembling of the polymers. [24][25][26] Poly(3-alkylthiophene)s (P3ATs) is a popular family of conjugated polymers that has been widely studied in the community of plastic electronics since they are easy to process from solution, thermally stable up to very high temperature and show versatile electronic properties that can be precisely tuned. 27

I.4 Organic thermoelectricity: basic concepts

Thermoelectric polymers combine the ability to directly convert heat to electricity, and vice versa. 6 The physical mechanism behind TE is the so-called Seebeck effect, that was discovered by Thomas Johann Seebeck in the early 1800s. It rests on a simple principle: when two dissimilar conductors are connected electrically in sequence and thermally in parallel, an electromotive force ∆V appears in a closed circuit. 28 The Seebeck coefficient is an intrinsic property of a given material. It is defined as:

zT T     , (2) 
where  -electrical conductivity,  -Seebeck coefficient,  -thermal conductivity, and Tabsolute temperature.

The thermal conductivity  has two contributions: the electronic contribution due to charge carriers e and the lattice contribution associated with the phonons in the material L, i.e. 

= e + L .

The nominator in ( 2) is called the power factor PF, which is the potential efficiency of the device.

2 PF   , (3) 
It is used quite often to compare TE performances of materials with similar thermal conductivities due to difficulties in measuring the last one. 

a) Inorganic TE

The most common material of interest for inorganic TE is bismuth telluride (Bi2Te3).

Bi2Te3based TE devices are characterized by zT  1 at room temperature. 31 Inorganic TE materials are working quite effectively mainly at high temperatures (>400 K) and can reach zT as high as 2 at such temperatures. 32 The other materials of interest are lead telluride, silicon-germanium, Heusler alloys, tin selenide etc. They contain heavy-metals that may have high toxicity and low abundancy in nature. Despite the high TE efficiency and wide usage of inorganic TE, they have some disadvantages: expensive raw material, high processing cost, heavy metal pollution and difficulties to fabricate TEGs over large scale. The most common applications are medical and wearable devices, wireless sensor networks, industrial electronic devices, automobile engines, aerospace. Organic polymer-based materials are promising as a new generation of thermoelectric materials, owing to some unique characteristics such as: low cost, low thermal conductivity (under 0.5 Wm -1 K -1 ), easy synthesis, easy to process in different forms and on large scales. 35 A general scheme illustrating the diversity of design methods for thermoelectric plastics materials of interest has been proposed by Kroon The most common p-type polymers used in organic TE are:

-poly(3-hexylthiophene) (P3HT) [36][37][38][39][40] , -poly(3,4-ethylenedioxythiophene) (PEDOT) 34,[41][42][43] , -poly(2,5-bis(3-alkylthiophen-2-yl)thieno[3,2-b]thiophene) (PBTTT) 44,45 , -diketopyrrolopyrrole (DPP) copolymers 46,47 . [START_REF] Chew | Spectroscopic studies of dopant-induced conformational changes in poly (3-hexylthiophene) thin films[END_REF][START_REF] Chew | Sequential Doping Reveals the Importance of Amorphous Chain Rigidity in Charge Transport of Semi-Crystalline Polymers[END_REF] All of them show a semi-crystalline structure which helps charge carrier transport. In this thesis we are focused on the model polymer system -P3HT.

I.5 Importance of poly(thiophene)s in thermoelectricity

A large number of studies have been dedicated to the model systempoly(3hexylthiophene) (P3HT) doped with 2,3,5,6-Tetrafluoro-7,7,8,8-tetracyanoquinodimethane (F4TCNQ). P3HT is the working horse among CPs. It has been implemented in various organic electronic devices such as solar cells, field-effect transistors, light-emitting diodes and thermoelectric devices. P3HT is the model polymer for various fundamental studies on charge transport properties and film morphology due to its ease of synthesis and good optoelectronic properties.

Let us briefly demonstrate a few important findings on P3HT, relevant to its application for thermoelectric properties. Regarding the structure of P3HT, several important findings were made. In 2010 Kayunkid et al. have determined a structural model of P3HT using electron diffraction on highly oriented P3HT films grown by epitaxial crystallization method.

The determined structural model underlines the importance of the hexyl side chains in the crystallization of P3HT as well as the existence of short π-stacking distances (0.34 nm) between successive polythiophene backbones. [START_REF] Kayunkid | Structural Model of Regioregular Poly(3hexylthiophene) Obtained by Electron Diffraction Analysis[END_REF] Hamidi-Sakr et al. showed that high-T rubbing is an effective method to prepare highly oriented P3HT films with a lamellar morphology whose periodicity is precisely controlled by the rubbing temperature. A clear correlation is observed between the exciton bandwidth W and the average crystal size lc that limit the conjugation length in the films (extent of planarized chain segments). [START_REF] Hamidi-Sakr | Precise Control of Lamellar Thickness in Highly Oriented Regioregular Poly(3-Hexylthiophene) Thin Films Prepared by High-Temperature Rubbing: Correlations with Optical Properties and Charge Transport[END_REF] The high structural control for P3HT was an incentive to use this polymer in its doped form to investigate charge transport in F4TCNQ-doped films. Pingel and Neher as well as Salleo et al. [START_REF] Chew | Sequential Doping Reveals the Importance of Amorphous Chain Rigidity in Charge Transport of Semi-Crystalline Polymers[END_REF][START_REF] Kayunkid | Structural Model of Regioregular Poly(3hexylthiophene) Obtained by Electron Diffraction Analysis[END_REF] studied solution-processed F4TCNQ-doped conducting P3HT films. They found that the HOMO-derived density-of states distribution of P3HT is broadened upon doping with F4TCNQ and that this broadening serves to explain the complex relationship between conductivity and molar doping ratios varied in this study. They demonstrated that there is an integer charge transfer between P3HT and F4TCNQ. [START_REF] Pingel | Comprehensive picture of $p$-type doping of P3HT with the molecular acceptor F${}_{4}$TCNQ[END_REF] Regarding the doping methodology, Scholes et al. have introduced the sequential processing method to improve the doped thin film quality by overcoming structural issues related to the mixed solution processing. [START_REF] Scholes | Overcoming Film Quality Issues for Conjugated Polymers Doped with F4TCNQ by Solution Sequential Processing: Hall Effect, Structural, and Optical Measurements[END_REF] This was an important step in improving the material's charge transport properties taking profit of the well-established structural control in pristine P3HT films.

The importance of solid state order in F4TCNQ-doped P3HT was also investigated by Hynynen et al. Playing on the crystallinity level of pristine P3HT by adequate choice of solvent, they demonstrated that the degree of solid-state order of P3HT, quantified by the excitonic bandwidth W, strongly influences the electrical conductivity of vapor-doped films, leading to an electrical conductivity of up to 12.7 Scm -1 . Analysis of UV-vis-NIR spectra revealed an invariant F4TCNQ anion concentration for the majority of investigated samples. It was therefore concluded that the observed increase in electrical conductivity with the degree of solid-state order arises due to an increase in charge-carrier mobility. 40 The importance of crystalline order was also demonstrated by Lim et al. They have made a study on F4TCNQ-doped P3HT films made of blends of regiorandom (RRa) and regioregular (RR) P3HT. Surprisingly, they observed enhanced chain ordering in RR-P3HT upon doping with F4TCNQ. Moreover, the crystalline regions show a higher doping efficiency than the amorphous regions due to energetic driving force for charge transfer. Electrical conductivity was strongly dependent on crystallinity in contrast to the Seebeck coefficient. [START_REF] Lim | The role of Ordering on the Thermoelectric Properties of Blends of Regioregular and Regiorandom Poly(3hexylthiophene)[END_REF] Along the same line, Scholes et al. modified the crystallinity of P3HT films prior to doping and followed its impact on charge transport properties after molecular doping with F4TCNQ. Increased polaron delocalization is a consequence of increased P3HT crystallinity. It leads to improved in-plane conductivity, reaching over 10 Scm -1 . AC field Hall effect measurements strongly suggest that the improved conductivity results directly from improved charge carrier mobility. [START_REF] Scholes | The Effects of Crystallinity on Charge Transport and the Structure of Sequentially Processed F4TCNQ-Doped Conjugated Polymer Films[END_REF] In 2016 Ghosh et al. presented a theory describing the spatial coherence length of polarons in disordered conjugated polymer films. A simple relationship was revealed between the oscillator strength of the mid-IR absorption band and the coherence function of polarons.

56 It was found that the polymer molecular weight is a major factor in determining thin film morphology and thus the electronic properties of polarons. Ghosh et al. have investigated theoretically and experimentally the origin of the mid-infrared (IR) spectral features for hole absorption in doped poly(3-hexylthiophene) (P3HT) films. They have identified that in F4TCNQ-doped films, polaron coherence lengths along the chain and stacking directions increase with molecular weight. The theory is robust, providing a quantitative description of the IR line shape for chemically induced ("bound") holes as well as photoinduced and electrically induced ("unbound") holes in P3HT. Spectral signatures are identified which can be used to extract the polaron coherence lengths along the chain and stacking directions.

The Coulombic interactions between the anion and the polaron were identified as a major factor influencing the charge transport properties in doped P3HT. [START_REF] Aubry | Tunable Dopants with Intrinsic Counterion Separation Reveal the Effects of Electron Affinity on Dopant Intercalation and Free Carrier Production in Sequentially Doped Conjugated Polymer Films[END_REF] Screening of Coulombic forces is essential to have "unbound" polarons that lead to increased charge conductivity in P3HT. This screening can be obtained by using the appropriate dopants.

I.6 Organic thermoelectric modules for practical application

The base unit of a TEG is a couple of two legs consisting of n-type and p-type materials connected through metallic electrodes. [START_REF] Mcgrail | Polymer Composites for Thermoelectric Applications[END_REF] TEG comprises hundreds of such connected couples in an array where couples are connected electrically in sequence and thermally in parallel.

Several studies report about TE performance of non-commercial TEG. Another use of p-doped PEDOT:PSS for TE textile was reported by Lund et al in 2020. [START_REF] Lund | A polymer-based textile thermoelectric generator for wearable energy harvesting[END_REF] They prepared an electrically conducting sewing thread, that was then embroidered into thick wool fabrics with out-of-plane conductivity. A TE textile device can generate a power as high as 1.2 μW at a T  of 65 K, and over 0.2 μW at a more modest T  of 30 K.

These few examples show that the field of application of polymeric thermoelectric devices happens to be quite vast with exciting new perspectives.

II. P3HT: a working horse among semiconducting polymers

II.1 P3HT as a good model system

Unsubstituted polythiophene were first synthesized in 1980 by Lin et al. which was quickly followed the discovery of its iodine-doped highly conductive form. [START_REF] Lin | Synthesis and properties of poly(2,5-thienylene)[END_REF][START_REF] Yamamoto | Preparation of thermostable and electricconducting poly(2,5-thienylene)[END_REF] Later polythiophenes were substituted with alkyl side chains to overcome solubility and poor processing issues of the non-substituted poly(thiophene). In particular, the family of poly(3alkylthiophenes) (P3AT) was developed, showing high solubility in organic solvents and easy processing in the form of thin films. Among all P3ATs, P3HT became one of the most popular polymer semiconductors due to its unique structural and electronic properties.

However, the addition of alkyl side chains creates an undesirable feature such asvariable regioregularity in P3ATs. Due to the fact that 3-alkylthiophene is an asymmetric monomer, there are three different regioisomers defined by the relative orientation of the two thiophene rings when coupled between the 2-and 5-position: 2-2' or head-to-head coupling (HH), 2-5' or head-to-tail coupling (HT), and 5-5' or tail-to-tail coupling (TT).

Figure II.1 Coupling regiochemistry of P3HT isomers. Reproduced from ref 66

The mixture of coupling will produce RRa P3HT. The disordered positions of alkyl side chains induce twisting of thiophene units and as a result a strong reduction of the conjugation length. RRa P3HT cannot crystallize well and amorphous films are formed from solution with poor charge transport properties (<10 -5 cm 2 /V . s). The most favourable coupling in terms of structure and electronic performances is the HT one. RR polythiophenes, that contain exclusively HT coupling, can adopt a planar conformation of low energy with extended πconjugation which is favourable for the semi-crystalline structure which in turn leads to good charge transport properties. 36 Efforts in the synthesis of RR P3HT made it possible to prepare almost 100% RR P3HT. [START_REF] Bronstein | Externally Initiated Regioregular P3HT with Controlled Molecular Weight and Narrow Polydispersity[END_REF] This is one of the reasons why this polymer focused a lot of attention from the scientific community.

Let us consider the correlation between optical properties and morphology in P3HT. subjected to a vapor of CS2. Upon progressive reduction of the vapor pressure of CS2, the film transits from a solution-like swollen state to the solid state. It is a well-known that crystallisation of conjugated polymers results in a red-shift and appearance of a vibronic structure characteristic of the aggregated state. Spectra of the solution-like state has a maximum at 460 nm. Spectra in the aggregated state has three main peaks at 603 nm, 560 nm and 520 nm labelled as A0-0, A0-1 and A0-2. A0-0 dominates in J-aggregates whereas in Haggregates A0-1 is always more intense. H-aggregates and J-aggregate. 73 According to a definition given by Spano and Silva 72 : In Jaggregates, neighbouring chromophores are oriented in a head-to-tail fashion, resulting in a negative excitonic coupling. Conversely, in H-aggregates, nearest-neighbour chromophores are oriented in a more side-by-side manner, resulting in a positive excitonic coupling. This is directly related to the orientation of the transition dipole moments often called "side-by-side" transition dipoles with H-aggregates and "head-to-tail" transition dipoles with J-aggregates.

In this thesis we are interested in form I P3HT films i.e. H-aggregates where so-called "side-by-side" transition dipoles result in a strong delocalization of electron orbitals along the chain direction.

Form I P3HT shows a typical correlation between solid-state order and optical properties. Enhanced 0-0 transition is related to the level of crystallinity/conjugation length.

The work by Spano et al. determined the following relation between the absorbances of the 0-0 and 0-1 transitions and the excitonic bandwidth W in a weakly interacting H-aggregate. [START_REF] Clark | Determining exciton bandwidth and film microstructure in polythiophene films using linear absorption spectroscopy[END_REF] :
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where Ep is the intramolecular vibration mode (0.18 eV) and the A0-0/A0-1 ratio is taken from the absorption spectra of the film.

II.2 Structure of semi-crystalline P3HT

P3HTby its nature is a semi-crystalline polymer. Most crystallizable polymers are never 100% crystalline material, they always contain a fraction of amorphous polymer. Semicrystalline polymers consist of ordered crystalline domains with well packed polymer chains that alternate with amorphous parts containing chain ends, chain folds, chemical defects (e.g. break of conjugation). There are also so-called tie-chains connecting crystalline zones through amorphous interlamellar zones. This original semi-crystalline structure of polymers is a consequence of chain folding. Mena-Osteritz et al. studied chain folding in poly(alkylthiophene)s using scanning tunnelling microscopy (STM). [START_REF] Mena-Osteritz | Two-Dimensional Crystals of Poly(3-Alkyl-thiophene)s: Direct Visualization of Polymer Folds in Submolecular Resolution[END_REF] In their in situ measurements, they were able to achieve submolecular resolution and determine various molecular parameters of the conjugated polymers such as interchain distances, chain lengths. Beside linear chain segments, folding of the polymeric conjugated chains was observed and analysed. In 2006, Brinkmann and Wittmann studied the structure of thin P3HT films prepared by epitaxy. They demonstrated the semi-crystalline structure of P3HT using transmission electron microscopy (TEM). A periodic alternation of crystalline lamellae separated by interlamellar amorphous zones with a total periodicity of approximately 28 nm was clearly observed in the bright field mode. [START_REF] Brinkmann | Orientation of Regioregular Poly(3-hexylthiophene) by Directional Solidification: A Simple Method to Reveal the Semicrystalline Structure of a Conjugated Polymer[END_REF] Later, Kayunkid et al. performed a more detailed structural analysis of thin P3HT films prepared by epitaxy by means of TEM. [START_REF] Kayunkid | Structural Model of Regioregular Poly(3hexylthiophene) Obtained by Electron Diffraction Analysis[END_REF] Rotation-tilt experiments helped establish a structural model of form I of P3HT.

The unit cell was found to be monoclinic with a space group P21/c. The unit cell contains whose average value does not scale with Mw. The increase of the total lamellar periodicity is mainly related to the increase of the width of the amorphous interlamellar zones. They have also found that the higher the Mw of the polymer, the lower the average crystallinity.

In thin films, the crystalline domains consisting of array of -stacked polymer backbones can have different orientations with respect to the substrate. Depending on the preparation conditions, P3HT domains can adopt either face-on or edge-on orientations relatively to the substrate. In case of the face-on orientation, thiophene rings are facing the substrate so that a and c axis are lying in the plane of the substrate. In case of the edge-on orientation, the stacking direction is in the plane so that b and c axes are lying in the substrate plane.

Depending on the preparation method, both orientations can exist separately or together.

Generally, the edge-on orientation is thermodynamically more favourable and therefore easier to obtain by simple methods such as drop-casting and spin-coating from high boiling point solvents [START_REF] Na | Understanding Solidification of Polythiophene Thin Films during Spin-Coating: Effects of Spin-Coating Time and Processing Additives[END_REF] . The face-on orientation of P3HT is often regarded as a kinetically trapped morphology [START_REF] Delongchamp | Variations in Semiconducting Polymer Microstructure and Hole Mobility with Spin-Coating Speed[END_REF] . It can be produced under shear forces, e.g. by the friction-transfer 79 method or by mechanical rubbing [START_REF] Hamidi-Sakr | Precise Control of Lamellar Thickness in Highly Oriented Regioregular Poly(3-Hexylthiophene) Thin Films Prepared by High-Temperature Rubbing: Correlations with Optical Properties and Charge Transport[END_REF] .

The crystallinity and the morphology of P3HT films can be affected by several parameters, such as: [START_REF] Brinkmann | Structure and morphology control in thin films of regioregular poly(3hexylthiophene)[END_REF] -the thin film preparation method (spin-coating, doctor-blading, drop-casting, etc.)

-the macromolecular parameters (Mw, RR, polydispersity (PDI))

-the nature of the substrate

In 2009 Clark et al. analysed the linear absorption spectrum of RR P3HT films spun from different solvents in order to probe directly the film microstructure and how it depends on processing conditions. [START_REF] Clark | Determining exciton bandwidth and film microstructure in polythiophene films using linear absorption spectroscopy[END_REF] They demonstrated that the absorbance spectrum by itself can be used as a simple yet powerful probe of thin film excitonic coupling, intrachain order and fraction of crystalline regions within the film. [START_REF] Clark | Determining exciton bandwidth and film microstructure in polythiophene films using linear absorption spectroscopy[END_REF] Hynynen et al. have performed a systematic study on the effect of the solid-state order on conducting properties of F4TCNQ doped P3HT films. 40 They used the excitonic bandwidth parameter W, extracted from the A0-0/A0-1 ratio as a marker of film crystallinity. The higher W, the lower is the crystallinity. Hynynen et al. prepared a series of P3HT spin-coated films from a large palette of organic solvents. Samples prepared from chloroform and cyclohexane showed the lowest degree of the solid-state order (W130meV). In case of chlorobenzene (CB)/orthodichlorobenzene (oDCB) the excitonic bandwidth was 110-60 meV depending on a P3HT batch. A high degree of the solid state order was achieved in thin films prepared from solutions in p-xylene (W50-30 meV).

II.3 Lamellar structure of oriented P3HT

Brinkmann and Wittmann, in their original work on structure of thin P3HT films prepared by epitaxy, were able to uncover the semi-crystalline structure of P3HT using TEM. They demonstrated that P3HT is characterized by hierarchical order at three main length scales: i) the - stacking distance of 0.38 nm between polythiophene backbones, ii) the interlayer distance of 1.6 nm between 2D sheets of conjugated polythiophene backbones separated by planes of alkyl side chains, and iii) a periodicity of 28 nm corresponding to the semi-crystalline lamellar organization. 76 Hamidi-Sakr investigated by TEM the effect of high-temperature rubbing at a temperature TR on the structure of P3HT films. [START_REF] Hamidi-Sakr | Precise Control of Lamellar Thickness in Highly Oriented Regioregular Poly(3-Hexylthiophene) Thin Films Prepared by High-Temperature Rubbing: Correlations with Optical Properties and Charge Transport[END_REF] It was found that for TR < 100°C the dominant contact plane is mainly face-on with some non-oriented edge-on crystalline domains. Regarding the charge transport properties, the anisotropy of charge carrier mobility /// is shown to decrease with TR. Interestingly, the mobility parallel to the chains, //, does not substantially evolve with improved crystallinity. This is explained by the presence of amorphous interlamellar zones that hamper charge transport along the rubbing direction whatever the value of TR in the range 144 °C-217 °C. In strong contrast, the hole mobility perpendicular to R, μ⊥, that increases with TR is more clearly correlated to both the film crystallinity and the proportion of edge-on crystals in the films that also increase with TR. In the of case of the smectic-like phase, no such regular translational order is observed within the (b,c) planes. Stacking disorder is present along the direction of the polymer backbone as evidenced by the absence of the 0 0 2 reflexion on the diffraction pattern of the rubbed P3HT films (it corresponds to the periodicity between successive monomers along the backbone direction). [START_REF] Hartmann | 2D Versus 3D Crystalline Order in Thin Films of Regioregular Poly(3hexylthiophene) Oriented by Mechanical Rubbing and Epitaxy[END_REF] The level of order in the smectic-like films is much lower as compared to the semi-crystalline phase as evidenced from UV-Vis absorption spectra of both films and the difference in the A0-0/ A0-1 ratio. Overall, 3D translational order is present in epitaxied P3HT films. This is expected to favor electronic delocalization contrary to the RT-rubbed P3HT films that show a 2D smectic-like order.

II.5 Variety of polymer alignment methods

Polymer orientation methods are powerful tools to introduce the alignment of polymer backbones within the film and as a result improve the structural, optical and charge transport properties of the material. Aligned polymer films demonstrate improved crystallinity, polarized absorbance/luminescence and anisotropic charge transport (mobility). 38,44,[START_REF] Brinkmann | Orientation of Regioregular Poly(3-hexylthiophene) by Directional Solidification: A Simple Method to Reveal the Semicrystalline Structure of a Conjugated Polymer[END_REF][START_REF] Xue | Oriented Liquid Crystalline Polymer Semiconductor Films with Large Ordered Domains[END_REF][START_REF] Pandey | Recent advances in the orientation of conjugated polymers for organic field-effect transistors[END_REF][START_REF] Yasuda | Anisotropic carrier transport properties of stretch-oriented πconjugated polymers in organic field-effect transistors[END_REF] Different orientation techniques can give different film morphologies, that will result in different optical and charge transport properties. Below, we describe the main polymer orientation techniques reported in the literature that can be classified in four groups:

 orientation by applying a shear force (friction transfer, mechanical rubbing)  orientation using orienting substrates with matching unit cell parameters (epitaxy)  orientation by stretching (strain alignment, tensile drawing)

 orientation by flow of a polymer solution (flow-coating)

The efficiency of the orientation depends on the orientation technique and polymer characteristics such as molecular weight, rigidity of the polymer backbone, nature and length of side chains, film thickness, etc.

a) Friction transfer

This method was pioneered by Smith and Wittmann to prepare oriented poly (tetrafluoroethylene) (PTFE) layers. [START_REF] Wittmann | Highly oriented thin films of poly(tetrafluoroethylene) as a substrate for oriented growth of materials[END_REF] The method is based on friction-transfer of a thin polymer film using a solid polymer pellet. First, a polymer powder is compressed in the form of a pellet/cylinder, then by applying a high pressure on the pellet (a few bars) using a pneumatic piston, a thin film is deposited on a continuously moving hot substrate.

Nagamatsu et al. reported high dichroic ratio of 10-100 for P3HT and poly(dodecylthiophene) (P3DT) deposited by friction transfer. [START_REF] Nagamatsu | Backbone Arrangement in "Friction-Transferred" Regioregular Poly(3-alkylthiophene)s[END_REF] The polarized UV-vis absorption spectra showed large dichroism along the direction of friction-transfer. The order parameter determining the level of orientation was found to be close to unity. GIXD measurements show that alkyl side chains lie in the film plane, and the polymer backbones are well-ordered along the direction of friction-transfer within ±10° for P3HT and ±13° for P3DT to the drawing direction. [START_REF] Nagamatsu | Backbone Arrangement in "Friction-Transferred" Regioregular Poly(3-alkylthiophene)s[END_REF] The hole mobility along the drawing direction was enhanced by a factor of 25 compared with that of spin-coated film. 87 This technique can be applied to insoluble polymers. 88 The main disadvantage of this method is that the film thickness is difficult to control and the substrate has to be heated at a sufficiently high temperature for film deposition. Furthermore, production of pellets requires large amounts of material. [START_REF] Nagamatsu | Backbone Arrangement in "Friction-Transferred" Regioregular Poly(3-alkylthiophene)s[END_REF][START_REF] Brinkmann | Orienting Semi-Conducting π-Conjugated Polymers[END_REF] b) Flow-coating Orientation using doctor-blade is another technique for polymer alignment. A hot polymer solution is deposited between the blade and the substrate while the stage is subsequently moved at a speed of 2 mm/s so that the solution spread evenly underneath the blade. Delongchamp et al. have investigated this technique by producing thin oriented PBTTT films. 38 This films were found to show a new and original morphology called " terraced ribbons" using Atomic Force Microscopy (AFM). The lateral widths of the domains is around 60 nm and their length exceeds 10 m. Adjacent ribbons share a common orientation as indicated by AFM. 38 However as-coated films did not show very high orientation and further annealing was required to improve the orientation.

Figure II.9 a) Friction transfer deposition of an oriented SCP film. A polymer pellet is applied with a given pressure against a moving hot substrate whereby a thin oriented polymer layer is deposited. b) Polarized UV-vis absorption spectrum of P3HT films oriented by friction transfer. c) GIXD line scans obtained for friction-transferred P3HT Reproduced from ref

.

Figure II.10 a) Orientation of a pBTTT film using the flow-coating method. b) Schematic illustration of the oriented ribbon phase of pBTTT. c) AFM image of a flow-coated pBTTT film

after thermal annealing. Reproduced from ref 38,[START_REF] Brinkmann | Orienting Semi-Conducting π-Conjugated Polymers[END_REF] 

c) Epitaxy

Epitaxy can be defined as a directed growth of a material on the surface of a crystalline substrate along one or several preferential crystallographic directions. [START_REF] Brinkmann | Orienting Semi-Conducting π-Conjugated Polymers[END_REF] Epitaxy is largely used in the semiconductor industry in silicon-based devices. Interestingly, this method can be effectively used for semi-crystalline polymers. A variety of substrates such as NaCl, KCl, aromatic crystals (e.g. 1,3,5-trichlorobenzene (TCB)) can be used fro this purpose. The substrate must be chosen using certain criteria for a given polymer. For epitaxy to be effective, it is admitted that a mismatch less than 10-15% between the unit cell parameters of the substrate and the polymer must be observed.

In 1980s Wittmann and Lotz have extensively studied epitaxial growth polyethylene (PE), n-paraffins, aliphatic polyesters, and various polyamides using benzoic acid crystal substrates with specific crystal faces consisting of the periodic arrangement of aromatic units. [START_REF] Wittmann | Epitaxial crystallization of polymers onto benzoic acid: Polyethylene and paraffins, aliphatic polyesters, and polyamides[END_REF] Using electron diffraction, they found that PE offers a wide range of interchain distances in its two phases: orthorhombic and monoclinic. [START_REF] Wittmann | Epitaxial crystallization of monoclinic and orthorhombic polyethylene phases[END_REF] Later in 2000s Brinkmann and Wittmann have studied directional epitaxial crystallization of P3HT on TCB substrate. [START_REF] Brinkmann | Orientation of Regioregular Poly(3-hexylthiophene) by Directional Solidification: A Simple Method to Reveal the Semicrystalline Structure of a Conjugated Polymer[END_REF] A P3HT solution was crystallized using TCB crystals that played the dual role of solvent and orienting substrate. TCB is a unique solvent that has a form of a powder at room temperature. Furthermore, along the direction of the fiber axis of P3HT, which is parallel to cTCB, a very close matching between the repeat distance of the thiophene units in P3HT (|cP3HT/2 |= 0.385 nm) and the repeat distance of TCB molecules (0.39 nm) along cTCB is observed. This allows to mix directly P3HT and TCB between two glass slides and heat it at 63° to obtain a solution that can subsequently be crystallized unidirectionally in a temperature gradient to obtain an oriented semi-crystalline polymer. Once crystallized, the TCB crystals that served as an orienting substrate can be evaporated under vacuum. The typical fingerprint of the semi-crystalline structure of P3HT is the periodic alternation of crystalline lamellae separated by amorphous zones as observed by TEM and AFM. [START_REF] Brinkmann | Orientation of Regioregular Poly(3-hexylthiophene) by Directional Solidification: A Simple Method to Reveal the Semicrystalline Structure of a Conjugated Polymer[END_REF] Later, Brinkmann and Rannou studied the effect of molecular weight (Mw) of P3HT on the structure and morphology of the oriented thin films grown on TCB. It was found that the overall crystallinity as well as the orientation of the crystalline lamellae decrease significantly with increasing Mw. [START_REF] Brinkmann | Effect of Molecular Weight on the Structure and Morphology of Oriented Thin Films of Regioregular Poly(3-hexylthiophene) Grown by Directional Epitaxial Solidification[END_REF] Reproduced from ref [START_REF] Brinkmann | Highly Oriented and Nanotextured Films of Regioregular Poly(3-hexylthiophene) Grown by Epitaxy on the Nanostructured Surface of an Aromatic Substrate[END_REF] Form I was obtained by epitaxy on TCB, where segregated stacks of bithiophene (T2) and naphthalene diimide occurs. Highly oriented films of form II with mixed stacks of two the NDI and T2 units were obtained by epitaxy on PTFE substrates after melting at T = 300 °C and cooling at 0.5 K/min. [START_REF] Brinkmann | Segregated versus Mixed Interchain Stacking in Highly Oriented Films of Naphthalene Diimide Bithiophene Copolymers[END_REF] In 2010, Brinkmann et al. studied the structure of epitaxially grown P3HT films on the surface of platelet-shaped crystals of (potassium 4-bromobenzoate) (K-BrBz). The preparation method of highly oriented and nanotextured P3HT films consist of three steps: 1) forming a drop-cast P3HT film on a glass substrate, 2) drop-casting a K-BrBz solution in hexanol atop the P3HT film to form large K-BrBz crystals, and 3) isothermal annealing of the P3HT film to induce orientation of the polymer on K-BrBz. Upon further rinsing with ethanol, the K-BrBz substrate is removed leaving large areas of highly oriented P3HT on the glass substrate. Transmission Electron Microscopy showed that the oriented P3HT films consist of a regular network of interconnected semi-crystalline domains oriented along two preferential in-plane directions of K-BrBz. [START_REF] Brinkmann | Highly Oriented and Nanotextured Films of Regioregular Poly(3-hexylthiophene) Grown by Epitaxy on the Nanostructured Surface of an Aromatic Substrate[END_REF] (see Figure II.11) Most importantly, the mechanism of orientation is not a true epitaxy based on surface-lattice matching but involves the step edges of the K-BrBz substrate.

d) Mechanical rubbing

The technique of mechanical rubbing was widely used for orienting polyimides for the alignment of liquid crystal molecules. [START_REF] Aerle | Effect of rubbing on the molecular orientation within polyimide orienting layers of liqui�_crystal displays[END_REF] At first, a polymer film is deposited by spin-coating, drop-casting or doctor-blading on a substrate. Second, the film is rubbed by using a rotating cylinder covered with the microfiber cloth and a translating plate on which the polymer film is fixed. The mechanism of alignment is based on the shear forces at the interface between the polymer and the microfiber cloth on the rotating cylinder. According to the results of grazing-incidence X-ray diffraction measurements, the increase of face-on component of P3HT by rubbing was observed and corresponds to the increase of ππ staking of thiophene rings along the out-of-plane direction. 97 Hartmann et al compared the structure of P3HT films prepared by epitaxy and mechanical rubbing at room temperature.

The molecular weight was found to impact strongly the level of orientation: the lower the Mw, the higher the in-plane orientation induced by rubbing (see Figure II.12.c). Anisotropy of charge transport was studied in OFETs. It was observed that P3HT with low Mw of 6.4 kDa demonstrates remarkable anisotropy of the hole mobility ///  20, whereas films with Mw of 35 kDa rubbed at ambient show a limited value of ///  2.

Brinkmann and coworkers further developed the method of rubbing by changing the temperature of the film upon rubbing. Together with Tremel et al. they we able to test it on P(NDI2OD-T2) alternated copolymer and obtain FET mobility of 0.1 cm 2 V -1 s -1 along the rubbing direction. [START_REF] Tremel | Charge Transport Anisotropy in Highly Oriented Thin Films of the Acceptor Polymer P(NDI2OD-T2)[END_REF] Biniek et al. applied the so-called high-temperature rubbing to C12-pBTTT and p(NDI2ODT2), respectively. [START_REF] Biniek | Large scale alignment and charge transport anisotropy of pBTTT films oriented by high temperature rubbing[END_REF] The increased plasticity of the conjugated polymer films of PBTTT for 50°C ≤ TR ≤ 125°C gives high in-plane orientation by mechanical rubbing of the films.

High resolution TEM shows the in-plane alignment of C12-pBTTT chains and increase in size of the oriented domains with TR. 99 

Reproduced from ref 100

Strain alignment is a technique whereby a stretchable substrate such as polydimethylsiloxane (PDMS) is used to communicate strain to the polymer semi-conductor layer. A polymer film is deposited on a PDMS substrate which is stretched afterwards and polymer crystals are subsequently aligned with their chain direction along the stretching direction.

O'Connor and co-workers applied a method of strain-alignment to P3HT, showing several important features of charge transport. The in-plane mobility increases in the applied strain direction and decreases in the perpendicular direction. The obtained optical dichroic ratio is 4.8 and the charge-mobility anisotropy /// is close to 9 (see Figure II.13). This alignment method provided a simple and effective mean to investigate charge-transport correlations in polymer semiconductors albeit the obtained alignment is rather limited and much lower than for high-T rubbing. 100 They have demonstrated that the drawing process is quite efficient for this polymer. PTV films were obtained with Young's moduli of ∼7 GPa and with an electrical conductivity of 10 3 S/cm, after doping with iodine. 102 Hynynen et al. have studied tensile-drawing on free standing P3HT films. Sequential doping of the oriented P3HT films with a molybdenum tris(dithiolene) complex lead to a 5-fold enhancement of the power factor up to 16 μW m -1 K -2 and a conductivity of about 13 Scm -1 along the drawing direction. 40 

II.6 Anisotropy of charge transport in polythiophenes

Anisotropy of charge transport (CT) in polythiophenes is an important feature due to the well-defined monoclinic unit cell. Monoclinicity implies that the three axes of the unit cell have unequal lengths and that one angle of the unit cell is different from 90°. This results in highly anisotropic CT, which is the most efficient along the backbone direction (c), less efficient along the pi-stacking direction (b) and quite poor along the side chain direction (a). CT along the c-direction is also calledintrachain, whereas the other ones are referred as interchain CT.

Lan et al. applied quantum mechanical calculations and molecular dynamic methods

to examine CT in P3HT in both ordered and disordered states. 104 Typical values of the intrachain hole mobility is about 1 cm 2 V -1 s -1 , which is larger by several orders of magnitude than that along the interchain direction (∼10 -2 cm 2 V -1 s -1 ). This clearly illustrates that the main dominating CT route within the P3HT ordered domains is along the intrachain direction instead of the interchain direction. Lan et al. used the P3HT single fibril as the transport medium. Calculated mobility values of 10 -2 cm 2 V -1 s -1 are close to the experimental values in the literature. They also reported that in the disordered domains, the CT can occur via the interchain route through so-called crossing points formed by close contacts between chain ends/loops or the intrachain route along the bridging chains. 104 Following the directional epitaxied crystallization method proposed by Brinkmann et al. [START_REF] Brinkmann | Orientation of Regioregular Poly(3-hexylthiophene) by Directional Solidification: A Simple Method to Reveal the Semicrystalline Structure of a Conjugated Polymer[END_REF] , Jimison and coworkers have studied CT anisotropy due to grain boundaries in such films. 105 They showed that grain boundaries anisotropy leads to substantial chargetransport anisotropy at least one order of magnitude higher along the chain than in the perpendicular direction. O'Connor et al. were able to achieve anisotropy of mobility up to ///  9 in the strain-aligned P3HT films. 100 Hamidi-Sakr et al. achieved FET anisotropy of mobility  15 for thin P3HT films oriented by high-temperature rubbing. [START_REF] Hamidi-Sakr | Precise Control of Lamellar Thickness in Highly Oriented Regioregular Poly(3-Hexylthiophene) Thin Films Prepared by High-Temperature Rubbing: Correlations with Optical Properties and Charge Transport[END_REF] CT anisotropy in oriented PBTTT was investigated by Biniek et. al. [START_REF] Biniek | Large scale alignment and charge transport anisotropy of pBTTT films oriented by high temperature rubbing[END_REF] The hole transport anisotropy was measured in OFETs for highly in-plane oriented face-on as well as edge-on oriented films. Different annealing conditions were applied for oriented films to further improve the in-plane alignment. The anisotropy of hole mobility varied in the range 7-70 with the highest mobility value around 410 -3 cm 2 V -1 s -1 along the rubbing direction and the highest anisotropies for the films showing oriented face-on crystals.

In the current thesis we applied the high-T rubbing method in order to improve the inplane alignment of the P3HT films oriented at different TR. Orientation at high temperature allows to improve both alignment and crystallinity of polymer layers prior introducing the charge carriers in the structure. Introduction of the charge carriers in the polymer film by doping is a necessary step to make the polymer films highly conductive.

In the next subsection we will consider in details the doping process of conjugated polymers as well as different doping methods and doping mechanisms.

III. Doping as a doorway to highly conductive TE material

Doping is a way to introduce charge carriers into a pure semiconductor in order to improve its electrical performance. Brédas and Street stated that the doping of conjugated polymers is best viewed as a redox reaction: 106 "The insulating neutral polymer is converted into an ionic complex consisting of a polymeric cation (or anion) and a counterion which is the reduced form of the oxidizing agent (or the oxidized form of the reducing agent)." Therefore, the important criterion in the choice of the polymer:dopant system is the ease of oxidation/reduction. -conjugated polymers are suitable for this kind of reaction due to presence of delocalized -electrons.

III.1 Charge carriers in conducting polymers

Introduction of the charge carriers (CC) in the polymer system can be done by several ways: chemically, electrochemically or using so-called acid-base doping. Chemical doping is performed by means of redox reaction between polymer and dopant. Whereas electrochemical doping is performed in the electrochemical cell when the polymer is placed on one of the electrodes in the electrolyte solution and doping occurs when the potential is applied between electrodes. 107,108 In the current thesis, we are only interested in chemical doping.

When charge carriers are introduced in the polymer, new energetic levels appear in the polymer bandgap (Eg). Doping of CPs always includes the following processes:  the positive/negative charge introduced in the -electron system of the polymer gets neutralized by reduced/oxidized dopant;  this leads to a local lattice distortion that possess a spin 1/2 due to the presence of the charge on the polymer backbone. Such an electron/hole moving through a periodic potential of the crystal lattice is called a polaron.

Polarons are the main charge carriers in polymer SCs. The polaron is a radical ion (with a spin 1/2) associated with a lattice distortion and the presence of localized electronic states in the gap referred to as polaron states. 106 rate which directly affects the solar cell efficiency. 110 In the case of thermoelectric organic materials,  can be increased by choosing for instance metal-organic dopants that significantly improve the polaron delocalization, hence the charge conductivity or by tuning the polymer side chains. 111,112 Qi et al. report a strong enhancement of hole injection in N,N′-di-[(1naphthyl)-N,N′-diphenyl]-1,1′-biphenyl-4,4′-diamine (α-NPD)standart hole transporting material via formation of a narrow depletion region upon doping with molybdenum dithiolene complex. 113 Hynynen et al have studied P3HT films oriented by tensile drawing and doped by F4TCNQ and Mo(tfd-COCF3)3. They evidenced a 4-fold increase in conductivity for Mo-based dopant as compared to F4TCNQ. 103 It has been previously reported that Molybdenum trisdithiolene complex is a stronger oxidant than F4TCNQ, with a LUMO around -5.6eV versus -5.2eV for F4TCNQ. 114 Liang et al. studied a series of dopants (including Mo-based dopants and FeCl3) with varying sizes and electron affinities with polymers of differing ionization energies. 115 They demonstrated that large molybdenum complexes led to more delocalized polarons in comparison to FeCl3 and therefore reduced to Coulombic interaction between the polaron and dopant anion leading to a better electrical conductivity.

III.2 Doping mechanisms and the most common types of dopants

Two doping mechanism are possible through chemical doping of organic semiconductors: i) acid-base doping and ii) redox doping.

Basically, in case of the acid-base doping the transfer of either a cation (proton, H + ) or an anion (hydride, H -) to the semiconductor occurs upon doping (see Figure III.2b). When a hydride is transferred to the polymer backbone, one talks about n-type doping (base-doping), whereas in case of a proton -p-type doping is involved (acid-doping). 6 Polythiophenes such as P3HT and PBTTT can be acid-doped as well as polyaniline. Patel et al. report high electronic conductivity and, in turn, a large power factor of 100 Wm -1 K -2 in thin films of PBTTT vapourdoped by FTS (see Figure III.2 below). 116 Numerous studies report successful doping of polyaniline with camphor sulphonic acid (CSA), dodecyl benzene sulphonic acid (DBSA) and other protic acids. 117,118 Kroon et al. reported thermally activated doping of P3HT freestanding films using ethyl-benzene sulphonic acid (EBSA) yielding a maximum conductivity of 410 -2 Scm -1 . One of the first reported redox doping experiments on a conjugated polymer concerns polyacetylene doped with iodine ((I2) as an oxidizing agent). 122,123 Diatomic halogens such as I2, Br2 are attractive dopants because of their volatility i.e. they can be used in the form of a gas that can easily diffuse in the organic semiconductor and form anions causing the reversible doping of the polymer. 124 However, these dopants are highly unstable in ambient which limits their application. Other very common redox dopant molecules used to dope polythiophenes can be classified by their structure (see Figure III.2):

Figure III.2 a) Variety of dopants: acid-base (top) and redox dopants (bottom), b) Energetic diagrams illustrating the principles of acid-base (top) and redox doping (bottom). Reproduced

1. Planar molecules: FnTCNQ (n = 0, 2, 4), 2,3,5,6-Tetrafluoro-7,7,8,8-tetracyanoquino-dimethane (F6TCNNQ), hexacyano-trimethylene-cyclopropane (CN6-CP), Nitrosonium hexafluorophosphate (NOPF6) 2. 3D molecules: FeCl3, Mo(tfd-COCF3)3, Mo(tfd)3, and others. Among them, F4TCNQ is the most studied one and used as a strong doping agent since a decade. 45,125 It has a LUMO level of -5.24eV which is suitable for doping of polythiophenes.

F2TCNQ and F6TCNNQ are two other derivatives with a TCNQ (tetracyanoquinodimethane) core. The latter two dopants possess a LUMO of -4.59eV and -5.37eV, respectively. As a general trend, addition of fluorine atoms tends to lower the LUMO level. F6TCNNQ was first applied for the doping of vacuum-processed hole-conductive materials in OLEDs 126 and subsequently used by Karpov et al. to dope DPP-based copolymers. 47 The strongest p-type dopant yet reported in the literature is CN6-CP having an electron affinity EA of -5.87 eV. This dopant is capable of doping efficiently DPP-based copolymers. 127 FeCl3 molecule is a strong Lewis acid possessing a small EA of 4.65 eV. 115 It is capable of accepting an electron pair from a Lewis base and besides form an acid-base complex. Sakai et al. have studied FeCl3-doped polyacetylene thin films using Mössbauer spectroscopy and revealed two iron species: FeCl2 and FeCl4 -. 128 Based on their experimental observations, they proposed a mechanism of electron transfer between FeCl3 and polyacetylene, where one FeCl3 molecule over two acts as an electron acceptor from polyacetylene and the other stabilizes the Cl-ion that is produced as a result of the reduction of FeCl3.

Finally, a bulky Mo(tfd-COCF3)3 molecule is an organometallic dopant with three side rings. It demonstrates a high EA of -5.6 eV and good stability under ambient condition. It is perfectly suitable for doping of hole transporting materials. 111,113,114 In the framework of my thesis, I will be focused on the TE properties resulting from the doping of P3HT with both planar (F4TCNQ, F6TCNNQ) and bulky (FeCl3, Mo(tfd-COCF3)3) dopants. The effect of doping on structural, thermoelectric and optical properties in thin oriented P3HT films will be highlighted in the scope of this work.

III.3. Doping methods:

Several doping methods exist and have been widely used for doping of polythiophenes, such as: i) Mixed solution processing, ii) Sequential Doping, iii) Vapour phase doping, and iv) Incremental concentration doping. We will describe in the following these methods in detail.

a) Mixed solution processing

This method implies the mixing of the polymer and the dopant solutions together in a increases by almost four orders of magnitude to 10 -1 Scm -1 when compared with pristine films. 129 Aziz et al. have studied the charge transfer interaction between P3HT and F4TCNQ in their original work. 130 They claimed that the interaction between the polymer and the dopant involves a charge transfer complex (CTC) state. They reported a conductivity of  1 Scm -1 for solution processed P3HT:F4TCNQ films. Their CTC model was later disproved by Pingel and Neher who showed that integer charge transfer (ICT) between P3HT and F4TCNQ is observed. [START_REF] Pingel | Comprehensive picture of $p$-type doping of P3HT with the molecular acceptor F${}_{4}$TCNQ[END_REF] Duong et al. have analysed the effect of the dopant concentration on the in-plane conductivity in P3HT:F4TCNQ. 131 Films were spin-cast from solutions at 80 °C with different mass ratios of F4TCNQ to P3HT from CB. The concentration of all solutions was 2 mg solute per 1 mL of solvent, thus a 50:50 F4TCNQ:P3HT solution (dopant molar fraction (MR) of 0.376) contained 1 mg of F4TCNQ and 1 mg of P3HT per 1 mL of CB. 40,132 They showed that addition of F4TCNQ increases the in-plane conductivity of P3HT thin films by about four orders of magnitude up to a concentration of 17 dopant molecules per 83 monomer units (molar fraction or concentration of 0.17). The in-plane conductivity was peaking at 1.82 ± 0.22 Scm -1 and was decreasing upon further addition of dopant. They distinguished two different doping regimes.

Figure III.3 Schematic of the doping methods: mixed solution doping (a), sequential doping method (SqD) (b), vapour-phase doping (c). Reproduced from refs

In the ''weak doping regime'' (molar dopant fraction (MR)  0.012), dopant molecules reside in amorphous polymer regions in thin films and the conductivity is minimally improved as compared to pristine films. In the ''strong doping regime'' ( 0.17 > MR  0.03), charged complexes are formed in solution. This leads to the nucleation of doped crystalline polymer domains in thin film and the conductivity increases by up to four orders of magnitude. 131 Successful doping of the PBTTT-C14 by F4TCNQ was reported by Glaudell et al. 133 Electrical conductivity was found to range from 4 × 10 -5 S/cm for the neat polymer to 2 S/cm for the blend with MR of 0.25.

Jacobs et al. reported that in this preparation method, the resulting film which is dropcast from aggregated solution is composed of highly conductive doped crystalline domains.

However, these regions are not well connected by tie chains. As a result, conductivity is limited by the high electrical resistance between the conductive crystallites. 132 Such spatial disorder negatively affects charge transport properties of the material.

In conclusion, mixed solution processing method has a minor influence on the structural properties due to a spontaneous charge transfer between polymer and dopant and as a result form aggregates in solution. This leads to a poorly controlled formation of crystalline domains in the drop-cast film.

b) Sequential Doping (SqD)

While mixed solution doping was the classical method to prepare doped conducting polymers, a better doping strategy was developed that is based on sequential processing. In this method, first the polymer film is deposited onto the substrates by means of common deposition methods (drop-casting/spin-coating/doctor-blading). Then, the polymer film is exposed to the dopant solution in an orthogonal solvent (a solvent that does not dissolve the pre-cast polymer film). (see Figure 3b) This method allows for a better morphology control as the pristine polymer structure can be precisely tuned prior to doping. In 2015, Scholes and coworkers introduced the SqD method on P3HT:F4TCNQ and compared the values with mixed-solution processing developed in the work of Duong et al. [START_REF] Scholes | Overcoming Film Quality Issues for Conjugated Polymers Doped with F4TCNQ by Solution Sequential Processing: Hall Effect, Structural, and Optical Measurements[END_REF]131 Profilometry measurements showed that the SqD method produces doped films with the same surface roughness as pristine films. 2-D grazing-incidence wide-angle X-ray scattering (GIWAXS) confirmed that SqD preserves both the size and orientation of the pristine polymer's crystallites. Scholes et al. were able to obtain reproducible conductivities reaching high values of 5.5 S/cm even when measured over macroscopic distances (>1 cm). [START_REF] Scholes | Overcoming Film Quality Issues for Conjugated Polymers Doped with F4TCNQ by Solution Sequential Processing: Hall Effect, Structural, and Optical Measurements[END_REF] Jacobs et al. compared mixed-solution processing and sequential doping methods on P3HT:F4TCNQ. Using AFM, they showed that doping does not significantly change the pristine film morphology, allowing for higher conductivity at a given doping level. They reported that the morphology/structure was set by the initial polymer film deposition method, thus creating a morphology with many tie chains between crystalline domains. 132 Jacobs et al.

report that the charge conductivity is higher for SqD by a factor in the range 5 -15 as compared to a mixed-solution processing.

SqD proved to be an efficient solution to dope oriented P3HT films as demonstrated by

Hamidi-Sakr et al. 37 They studied F4TCNQ-doped oriented P3HT films. After film deposition by doctor-blading, films were oriented by mechanical rubbing at high temperature and doped from F4TCNQ:acetonitrile solution. They clearly demonstrated that high orientation results in anisotropic charge conductivity (σ) and Seebeck coefficient () that are both enhanced in the direction of the polymer chains (σ = 22 ± 5 Scm -1 and  = 60 ± 2 μVK -1 ). The structure of doped P3HT films was studied by TEM. Upon doping with F4TCNQ, an expansion along the side chain direction and a contraction along the π-stacking direction was confirmed by electron diffraction analysis. The increase of the alkyl sidechain periodicity d100 with doping concentration was observed, which was directly influenced by the amount of incorporated F4TCNQ in the layers of side chains. 37

c) Vapour phase doping

Vapor phase doping reminds SqD because it involves also a two-step process where the pristine polymer is firstly deposited onto a substrate and is subsequently doped. In this method, the pristine polymer film is exposed to the vapours of the dopant. This can be realized in a "home-made" small chamber in which the dopant powder is placed at the bottom of the chamber at a controlled temperature to promote its evaporation whereas the film is fixed on top of the chamber in direct contact with vapours. As reported by several studies, this method turned to be an efficient doping technique that allows to preserve remarkably the pristine film morphology/structure and as a result to reach high charge conductivities once in the doped state. 39,134,135 Patel and co-workers studied the influence of different doping methods (solution vs vapour) on the thermoelectric power factor of PBTTT p-doped with FnTCNQ (n = 2 or 4). 135 The vapour-doped films have more than two orders of magnitude higher charge conductivity as-compared to SqD films. The most performing samples were those with the largest orientation correlation length (length scale of aligned backbones) upon doping. Vapourdoped PBTTT:F4TCNQ thin film, reaches the conductivity as high as 670 S/cm and a power factor of 120 Wm -1 K -2 . 135 Hynynen et al. have studied the thermoelectric performance of vapour-phase doped P3HT films spin-coated from different solvents. They found that the thermoelectric power factor increases with the degree of crystalline order from 0.2 to 2.7

Wm -1 K -2 due to the enhanced electrical conductivity whereas the Seebeck coefficient remained almost unimpacted. 134 Another study of Lim et al. confirmed the local ordering of P3HT, the texture and form factor of crystallites, and the long-range connectivity of crystalline domains have a strong impact on the electrical conductivity in thin films. 39 They found that the thermopower of P3HT films doped with F4TCNQ from the vapour phase did not evolve relatively to films doped from solution. On the other hand, they found that the electrical conductivity is significantly higher, yielding enhanced thermoelectric power factors. 39

d) Incremental concentration doping (ICD)

Incremental concentration doping is a new recently reported way of preparing highly conductive polymer layers. This doping method is based on SqD method. In ICD, the polymer film is first deposited onto a substrate and subsequently doped in a dopant solutions in an orthogonal solvent whose concentration is progressively increased. The polymer film is doped by dipping in solutions starting with the lowest concentration and ending with the highest one. This allows a gradual doping of the polymer film.

Vijayakumar and co-workers used this way of doping in their comparative study on oriented PBTTT/P3HT doped with ferric chloride (FeCl3). 136 A remarkable electrical conductivity along the chain axis was reported for PBTTT:FeCl3 of the order of the conductivity of copper 2 × 10 5 Scm -1 after using ICD in FeCl3:nitromethane (0.1 to 5 mM concentration).

Films of PBTTT directly doped at higher concentration of 5 mM FeCl3 show conductivity that is one order of magnitude below that observed for films doped by ICD.

A similar strategy was used earlier, e.g. by Jacobs et al. however in a slightly different way. To reach higher doping levels, P3HT films were first doped with F4TCNQ using a 0.1 mg/ml acetonitrile solution. This would render the film insoluble. After, the film was further doped from a more concentrated dopant solution in chlorobenzene. 132 

III.4 Survey on TE performance of doped P3HT

III.5 Structural changes induced by doping of polythiophenes

One of the first doping experiments on P3HT revealing structural changes upon doping was done by Tashiro in early 1990s with iodine as a doping agent. that were subsequently doped with F4TCNQ from the vapour phase. [START_REF] Lim | The role of Ordering on the Thermoelectric Properties of Blends of Regioregular and Regiorandom Poly(3hexylthiophene)[END_REF] Grazing incidence wide angle X-ray scattering (GIWAXS) was used to reveal the crystalline structure of (un)doped Hamidi-Sakr et al. revealed the structure of oriented F4TCNQ-doped P3HT films using TEM. 37 POM images demonstrate that the doped films remain birefringent: the pristine orientation of the rubbed layers is not altered upon doping (a full light extinction is observed under crossed polarizer and analyzer). Pristine polymer films rubbed at TR200 °C demonstrate lamellar film morphology seen in Bright Field (BF) TEM mode that is not altered upon doping. Crystalline orientation is found to be face-on as seen from images done in High-Resolution (HR) TEM mode. 37 Electron diffraction (ED) was used to probe the crystal structure of P3HT prior/upon doping. Both pristine and doped films exhibited a well-defined ED pattern. One of the major structural changes due to doping is the increase of the periodicity along the side-chain direction from 16.6 Å to 17.5 Å (confirmed in HR-TEM). On the contrary, the -stacking The scientific community of plastic electronics witnesses in the last decade a renaissance of interest for conducting polymers and doped polymer semi-conductors used as thermoelectric materials. 1,2 Besides classical conducting polymers such as PEDOT:PSS, doped polymer semi-conductors appear as interesting alternative candidates for TE applications since the processing and crystallization of the polymer semi-conductor can be decoupled from doping to ensure optimal control over both crystallinity and doping levels. It is of particular importance to master the doping process in order to tune the charge carrier densities since it determines the type of targeted application. Improved On/Off ratio and charge mobilities are obtained in Organic Field Effect Transistors (OFET) 3,4 for low dopant concentrations in blends with semi-conducting and insulating polymers. Interesting thermoelectric properties of conducting polymers such as poly(3,4-ethylenedioxythiophene): poly(styrenesulfonate)

(PEDOT:PSS) can be achieved by fine tuning the doping level in the thin films through sequential post-treatments with common acids and bases. 5 Among other polymers, regioregular poly(3-hexylthiophene) (P3HT) doped with 2,3,5,6-tetrafluoro-7,7,8,8tetracyanoquinodimethane (F4TCNQ) is a model system to better understand the correlation between structure, charge transport and thermoelectric properties . [6][7][8][9][10][11][12][13][14][15][16][17][18][19] The electronic process of doping in P3HT/F4TCNQ implies an integer charge transfer from the HOMO of the P3HT (approx. -4.9 eV) to the LUMO of the dopant (approx. -5.2 eV) (see Figure 1). 20 But this redox reaction depends strongly on the proximity of dopant molecules and polymer backbone, 10 hence, on the diffusion of dopant molecules and on their location in the polymer matrix. Transmission Electron Microscopy and polarized UV-Vis-NIR spectroscopy analysis of highly oriented thin films of F4TCNQ-doped P3HT demonstrated that the F4TCNQ - anions are located in the layers of alkyl side chains within crystalline P3HT domains with the molecular long axis of F4TCNQ -oriented perpendicular to the polymer backbone. 21 Recent studies on a family of poly(2,5-bis(3-alkyl-2-yl)thieno[3,2-b]thiophene) (PBTTT) with varying alkyl side chains showed that the ultimate doping level is determined by both the side chains length and packing. 22 The structure of side chains (branched versus linear) is equally important in determining the ultimate doping level in thin films. 17 Numerous studies on P3HT/F4TCNQ have demonstrated that the method of doping impacts the final doping level and corresponding charge conductivity. Blending P3HT with F4TCNQ in solution 6,7 results in poor charge conductivities whereas sequential doping of P3HT films by spin-coating or by dipping into a solution of F4TCNQ 8,9 leads to enhanced conductivities of up to 10 S cm -1 . Even higher conductivities are obtained upon vapor phase doping. 14,15 Hence a large spread of conductivities in F4TCNQ-doped P3HT is reported in the literature depending on the doping method. Crystallinity of pristine P3HT films is also an essential factor controlling the conductivity in F4TCNQ-doped films. 10,11,13 For instance, Hynynen et al. have evidenced a clear correlation between the crystallinity of P3HT measured via the free exciton bandwidth, and the charge conductivity. 11 This correlation relates to the higher charge carrier mobility as the degree of solid state order increases.

Although many studies have focused on non-oriented thin films, it can be highly advantageous to study doped oriented thin films. [21][22][23][24] We have previously demonstrated that a two-step process can afford highly in-plane oriented conducting polymer layers of interest for thermoelectric applications. 21 Soft doping of P3HT films rubbed at 220°C with a solution of F4TCNQ in acetonitrile (1 mg/ml) in ambient leads to charge conductivities up to 22 S cm -1 and power factor of 8.5 µW m -1 K -2 . Most importantly, alignment of P3HT enhances both charge conductivity  and thermopower  along the polymer chain direction resulting in improved TE power factors PF=  2 . 21 The anisotropy of the thermopower is explained in Chapter 2. Control of chain alignment and crystallization helps enhance charge conductivities and thermoelectric power factors in sequentially doped P3HT:F4TCNQ films 100 terms of a heterogeneous material model that takes into account the semi-crystalline nature of the films. 23 Interestingly, adjusting the temperature applied during the rubbing process (TR) provides a handle to tune in-plane orientation, structure and crystallinity of the films.

Regarding alignment, increase of TR from room temperature to 220°C results in a remarkable increase of the order parameter up to 0.84. 25 The 3-D order parameter is defined as following (with the dichroic ratio at 610 nm):

1 2 DR OP DR    (1) 
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Concerning the structure, for 50 °C < TR < 150 °C; the films consist of a small fraction of non-oriented crystalline phase and an oriented "smectic-like" phase with face-on oriented domains. In the smectic-like structure, P3HT chains show translational order along the stacking direction (bP3HT axis) but no translational order along the chain direction within stacks of backbones (the 002 reflection is absent in the diffraction pattern). In addition, the layers of alkyl side chains are highly disordered. 25 When a film of P3HT is rubbed above 150°C, oriented crystallization parallel to the rubbing direction R sets in and leads to a well-defined semi-crystalline lamellar morphology. In the semi-crystalline phase, the packing of P3HT backbones displays well-defined translational order along both the chain and the -stacking directions, and relatively well packed alkyl side chains. 26,27 Finally, increasing TR from 140°C to 220°C results in an increase of both crystallinity (from 25% to 60-62%) and lamellar periodicity (that scales inversely to the undercooling). In-plane oriented P3HT thin films were prepared by mechanical rubbing at different temperatures TR (78 °C to 186 °C). The oriented P3HT films were then subjected to a soft doping by dipping the films for 10 s into a solution of F4TCNQ in acetonitrile (AcN) (1 mg mL - 1 ) (see Figure 1) . A particular attention has been paid to prepare the samples and perform the charge conductivity and Seebeck coefficient measurements under inert atmosphere (in our previous work, the doping process was conducted in air, resulting in lower charge conductivities). 21 Polarized optical microscopy (POM) of the rubbed films shows a colour change upon doping while the films remain birefringent: the pristine orientation of the rubbed layers is not altered in the doping process (Figure 2). Films rubbed at high temperature (TR > 150°C) are more uniform and birefringent than those oriented at 78°C indicating better alignment. The plot of dichroic ratio and order parameter versus TR (Figure 2c) further confirms the beneficial effect of using larger rubbing temperatures. No rupture or discontinuity of the films normal to the rubbing are observed as demonstrated in our previous work. [21][22][23] Rubbing temperatures above TR > 220°C were not used to avoid plastic deformation of the polymer layer.

As doping introduces charges in the polymer, electron paramagnetic resonance (EPR) spectroscopy can be used to probe the oriented and doped P3HT films (Figure 3). 28,29 This method is sensitive to the local environment of the electron spins associated with both the P3HT polaron and the F4TCNQ -radical anion. At X-band frequencies and fields applied here (about 9.8 GHz microwave frequency and 0.35 T magnetic field strength), the contributions of these two species strongly overlap in the doped P3HT films, resulting in a featureless EPR signal whose g value of 2.0023 is close to that of the free electron. This comes to no surprise, as both, P3HT polaron and F4TCNQ -anion, are organic radicals and the overall spectral width of at least one of them seems broader than the difference in g values between the two.

Despite the limited resolution of the X-band EPR spectra, evidence for both, orientation and doping is obtained for oriented and doped P3HT films. First, EPR can be used to visualize the doping process as a function of dopant concentration. As seen in Figure 3a, the increase of doping concentration from 0.01 mg/ml to 1 mg/ml results in a clear broadening of the EPR signal. The broadening is attributed to increased dipolar interactions between spins, reflecting a decreased average distance between spins when the doping level augments. 30,31 As an alternative, one could also consider a segregation of dopants in some parts of the films, but this contradicts the UV-vis observations indicating that only P3HT crystals are doped, not the amorphous phase (vide infra). A more direct approach to quantify the doping level would be quantitative EPR. 32 However, in this particular case, determining the amount of rubbed P3HT film on the substrate of each of the consecutively measured samples is far from trivial. However, we are confident that our attribution of the signal broadening to an increased dipolar interaction, hence smaller distance between F4TCNQ and P3HT, hence higher doping level, is accurate. From this, we can infer that the semi-crystalline films allow for more efficient doping as the smectic-like films (Figure 3c), as evident from the broader EPR line of the former. 30,31 Moreover, the films show a clear anisotropy of the EPR signal in the magnetic field (Figure 3b,d). The shape (intensity and linewidth) of the signal is orientation-dependent, and clearly more for the semi-crystalline than for the smectic-like films. This gives further evidence for the highly oriented and anisotropic character of the films after doping which is further probed by polarized UV-vis-NIR spectroscopy.

plane and is perpendicular to the rubbing direction. In b) and d) the EPR signal is recorded parallel and perpendicular to the film normal.

II.2. Evolution of spectroscopic features with rubbing temperature and doping

As shown previously for P3HT, rubbing temperature impacts the degree of alignment and crystallinity of the films (see Figure 2). 25 It can therefore be used as a handle to probe the impact of structural variation on doping and thermoelectric properties. Polarized UV-Vis-NIR absorption spectroscopy evidences different levels of alignment of the rubbed P3HT films depending on the rubbing temperature TR. The 3-D order parameter (OP) of the non-doped films increases gradually from 0 to 0.8 with increasing TR up to 171°C and levels off at 0.8 with further increase of TR. 25 Figure 4 shows the UV-vis-NIR absorption spectra for P3HT films rubbed at different TR and subsequently doped with a 1 mg mL -1 solution of F4TCNQ /AcN. Figure 5a represents the optical spectra of thin P3HT films rubbed at different TR recorded for light polarisation parallel to the rubbing direction R (POL // R) and normalised with respect to the thickness (15-30 nm).

Figure 5b represents the optical spectra recorded for the light polarisation perpendicular to the rubbing direction (POL ⊥ R). The alignment is maintained after the sequential doping process (Figure 1). 25 The spectra recorded for light polarization parallel (POL // R) or perpendicular (POL ⊥ R) to the rubbing direction show different and characteristic features dominated by the doped P3HT and the F4TCNQ -anions, respectively. For POL // R (Figure 4), the polaronic bands P1 and P2, located at λ > 2500 nm (≈ 0.5 eV) and 795 nm (1.56 eV), On the opposite, for TR > 150°C, the samples are highly oriented and the different polaronic and F4TCNQ -bands are strongly polarized (Figure 4). For POL ⊥ R, the UV-vis spectrum is dominated by three peaks of F4TCNQ -centred at 416, 768, and 875 nm. The peak located at 480 nm corresponds to the amorphous fraction of P3HT. Interestingly, no polarons are observed for POL ⊥ R at high TR. This absence suggests that the amorphous interlamellar zones of P3HT are only poorly doped, as stressed in our previous study. 21 For all samples, the vibronic structure of the neutral form of P3HT (N) disappears upon doping. Both, the position and the shape of the N component change with TR. For POL // R, it red-shifts from 517 nm to 561 nm with increasing TR (Figure 6a,b). This is related to the increasing conjugation length for the P3HT films rubbed at higher TR. 25 For POL ⊥ R, the maximum of the absorption of neutral P3HT is slightly blue-shifted with increasing TR (from 504 nm to 480 nm) (Figure 6a,b). This is due to the fact that for low TR, the films is composed of a fraction of non-oriented crystalline P3HT that absorbs light also for POL ⊥ R and shifts the absorption to the red. For high TR, the absorption for POL ⊥ R is dominated by the amorphous fraction and the spectrum is thus shifted to the blue.

Further insight into the doping level is obtained by following the spectroscopic variation with increasing TR. The evolution of the absorbance of the neutral and polaronic features is of particular interest (Figure 5.c). As a general trend, the slope of the P1 band at 2500 nm indicates a red-shift of the P1 band with increasing TR. Ghosh et al. demonstrated that the redshift of the polaronic absorption correlates with a larger delocalization of the polarons in the more crystalline films. 33,34 This is consistent with the structural evolution in rubbed P3HT films, i.e. with the increase of the length of the planarized segments in P3HT crystals grown at increasing TR. 25 Thus the more delocalized polaron for TR = 186°C reflects the higher crystallinity of the pristine P3HT films. 

c) Evolution of the absorbance ratio Abs(P1) / Abs(N) as a function of TR for doped P3HT films. The intensity of Abs (N) has been estimated by subtracting the contribution from P2 band after peak deconvolution. The dashed line is a guide

Let us now determine how the differences in polymer chain alignment and doping level impact the thermoelectric properties of the doped films rubbed at different temperatures.

II.3. Dependence of thermoelectric properties on in-plane alignment and crystallinity

In the next step, the impact of thin film structure on thermoelectric properties has been studied as a function of TR. Charge conductivity and Seebeck coefficient were measured on thin P3HT films rubbed at TR from 78°C to 186°C and subsequently doped by F4TCNQ /AcN (1 mg/mL). Figure 7 a, b demonstrates the evolution of electrical conductivities σ// and σ⏊ and of the Seebeck coefficients // and ⏊, respectively. Both σ and  are measured in parallel and in perpendicular to the rubbing direction (typical Seebeck voltage curves are shown in the experimental section). The values of charge conductivity are improved along the polymer chains (delocalisation of the polarons along the polymer chains) over non-oriented films. The conductivity increases drastically above TR=140°C. The highest value obtained for σll is 160 S . cm -1 which exceeds by one order of magnitude the value obtained for non-oriented vapor phase doped films (12.7 S . cm -1 ). 11 As seen in Figure 7a, σ⏊ is always below 20 S . cm -1 and changes little with rubbing temperature. The charge conductivity measured perpendicular to the rubbing is close to the one obtained for the non-rubbed reference samples (~ 9 S . cm -1 ). It suggests that the conductivity in the non-rubbed films is limited by the contribution of the charge transport perpendicular to the polymer chains. Most interestingly, σ// displays a discontinuity at ~150°C that coincides again with the transition from the smectic-like to the semi-crystalline phase.

Similarly to the conductivity, the Seebeck coefficient // is enhanced along the chain direction and reaches 60 µV K -1 . This value does not vary much with TR and no discontinuity is observed around 150°C. In contrast, ⏊ shows a much stronger variation and decreases from 35 µV . K -1 to 12 µV . K -1 when TR approaches 160°C. In our previous study, the anisotropy of the Seebeck coefficient was explained by a heterogeneous model taking into account the coexistence of crystalline and amorphous phases. 23 In particular, it was shown that ⏊ is determined by the Seebeck coefficient of the crystalline domains that channel the majority of charges when the temperature gradient is perpendicular to the rubbing direction. With increasing TR in the range 150°C -220°C, the lamellar thickness and the average coherence length of P3HT backbones in the crystalline domains tend to increase. 21 In addition, the proportion of edge-on P3HT crystals increases too. We propose that the observed variation of ⏊ with TR in the semi-crystalline phase reflects these structural changes. 21 Figure 7.c shows the evolution of the power factor PF=  2 as a function of TR. PF// is dominated by the dependence of σ// and reaches a maximum value of 56 µW m -1 K -2 at TR = 186 °C. This value is higher than the 27 µW m -1 K -2 value reported recently for P3HT doped by vapour-phase infiltration 19 and clearly reflects the benefits of enhanced alignment and crystallinity on TE properties.

As seen from Figure 7 a, b, explicit anisotropy of both σ and  is observed in the oriented films of P3HT. One can expect the anisotropy in conductivity to be correlated with the degree of in-plane alignment. We therefore plotted the evolution of the charge conductivity anisotropy aσ = σ// / σ⏊ as a function of the order parameter extracted from the dichroic ratio of the polarons (OPP1) as shown in Figure 8. As expected, the anisotropy of charge conductivity scales with the order parameter of the polarons OPP1 which emphasizes the importance of inplane alignment to reach the highest charge conductivities.

Figure 7: Evolution of the a) charge conductivity, b) Seebeck Coefficient, and c) power factor measured along (// R) or perpendicular (⊥ R) to the rubbing direction for P3HT films rubbed at different temperatures and doped with F4TCNQ (1 mg/ml). The black dashed lines represent the values for a non-oriented sample. The error bars are mainly related to the statistic dispersion in alignment level of samples. In a and c, the vertical green lines are a guide for the eye to differentiate the ranges of smectic-like and semi-crystalline phases. d)

Evolution of the charge conductivity σ// measured in the direction of the polymer backbone as a function of the free exciton bandwidth W (see Experimental section). The grey dashed

line is a guide for the eye to highlight the transition between the smectic-like and the semicrystalline phases. Having demonstrated that in-plane alignment plays an important role on charge conductivity and thermoelectric properties, the next section focuses on the impact of crystallinity on TE properties. An elegant mean to do so is to use the excitonic band width, W, as a measure of the film's crystallinity and to correlate it with the charge conductivity σ// along the chain direction. 11,[35][36][37] Referring to work by Hynynen et al. 11 and the weak H-aggregate model of Spano, 36 we have extracted the information on the local intra-chain order from the UV-vis spectra of P3HT. This intra-chain order can be quantified by the free exciton bandwidth W. As shown by Spano, for weak H-aggregates, W is related to the ratio 00
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is taken from the (POL // R) absorption spectra of oriented P3HT films (Figure 6d). In the present case, we observe that W decreases from 95 meV for TR = 78 °C to 45 meV for TR = 186 °C. Such a low value of W for high TR is the fingerprint of high crystallinity (consistent with the UV-Vis observations).

Figure 7.d depicts the dependence of σ// with W. W has been extracted from the absorption spectra (POL // R) of rubbed P3HT for various TR prior to doping (see Figure 6b).

The figure shows a clear discontinuity around 150°C that coincides with the structural transition from the smectic-like to the semi-crystalline phase. The W values of the smecticlike phase are in the 75-95 meV range whereas the semi-crystalline phase reaches W down to 40 meV. This result is in line with the evolution of the apparent doping level extracted from UV-Vis absorption (Figure 5c). Indeed, a similar discontinuity has been observed for the P1/N absorption ratio depending on the rubbing temperature. Both results suggest that two different regimes of conductivities are effective depending on the rubbing temperature, each regime being associated to either the smectic-like or the semi-crystalline phase.

II.4 Impact of doping on both smectic-like and semi-crystalline structures.

II.4.1. Structural analysis by Transmission Electron Microscopy.

Let us now identify how the doping impacts the structure of both phases. Low dose electron diffraction was used to explore the impact of F4TCNQ doping on the structure of P3HT thin films rubbed at different TR.

First, we describe the ED patterns of the non-doped films rubbed at different temperatures and identify the characteristic structural features of both smectic-like and semicrystalline phases. Figure 10 exemplifies the characteristic variation of the d100 periodicity with TR and the diffraction patterns for TR=78°C, 120°C and 186°C. The P3HT films rubbed at TR = 78°C are composed of a fraction of unoriented edge-on crystal (Scherrer ring 0 2 0) and a fraction of aligned face-on domains (equatorial h 0 0, h= 1-3).(see Figure 10b) These aligned face-on domains correspond to the smectic-like phase of P3HT as they show only equatorial h 0 0 reflections and no meridional 0 0 2 reflection along the rubbing direction. In other words, there is no well-defined translational order along the chain direction (c axis) within π-stacks of polythiophene backbones. 25,26 This is illustrated in Figure 10e: (b,c) stacks show a statistical stacking disorder characterized by Δcintra and disordered side chains in the smectic-like phase.

As seen from Figure 10c, for TR > 120°C (once in the semi-crystalline phase), no other structural variation upon doping takes place in terms of unit cell parameters change as a function of TR while alignment and/or crystallinity rate still increase. It seems that some kind 0 2 reflections). This leads to a difference in induced structural changes of Δ d100 = 0.6 Å between the two doped phases. P3HT films oriented at 186°C have the highest degree of alignment (consistent with POM and UV-vis spectroscopy) as seen from Figures 10, 2b and4c. The films consist of both aligned edge-on and face-on P3HT crystals as indicated by the co-existence of equatorial 0 2 0 and h 0 0 (h= 1-4). The 0 0 2 reflection is very sharp and intense, indicating a very high level of translational order along the chain direction c. Most characteristic of the semi-crystalline phase is the presence of sharp h 0 0 reflections (h = 1-4) and well-defined mixed indices h 0 2 reflections, as a consequence of translational order along both aP3HT and cP3HT directions and partially-ordered side chains. The semi-crystalline phase is also visualized by bright field transmission electron microscopy and composed of the typical periodic alternation of crystalline lamellae and amorphous interlamellar zones. 25 Next, we describe the evolution of the film structure upon doping with F4TCNQ. Figure 11 shows the structural evolution of the P3HT films in the smectic-like phase (TR=78°C) upon doping with F4TCNQ and Figure 12 for the semi-crystalline phase (TR=186°C). Right below the ED patterns, the corresponding section profiles along the equator (c) and along the meridian (d) for doped and undoped states are shown for the films rubbed at 78°C, and 186°C. Plot profiles of the ED patterns along the equator feature the evolution of the structure along the side chains (h 0 0) and the π-stacking (0 2 0). Meridional plot profiles help visualize the structural evolution along the polythiophene backbone (0 0 2). Considering the smectic-like phase, doping induces a sizable increase of the layer spacing d100 from 16.9 Å to 17.9 Å as well as a slight reduction in π-sacking period d020 from 3.8 Å to 3.6 Å. Most interestingly, some order along the monomer direction seems to be induced by doping as indicated by the appearance of the meridional 0 0 2 reflection (Figure 11b,d). In other words, the intercalation of F4TCNQ into the side chain layers induces a reorganisation of the polymer chains within the (b,c) stacks of polythiophene backbones. Intra-stack order has thus been improved and becomes similar to that of the semi-crystalline phase but the side chains remain disordered (See schematic Figure 11f). This result is against the commonly accepted view on doping that would expect dopant intercalation to induce disorder in the pristine polymer structure at low doping concentration. 38 Herein, dopant intercalation plays a role similar to solvent vapour annealing 39 and allows the chains to reorganize and reach a more ordered state because the smectic-like phase is metastable and is prone to structural reorganization. It is worth noting that Chabinyc and coworkers evidenced ordering of regio-random P3HT upon doping, indicating an effect similar to the presently one for the smectic-like phase of regioregular P3HT. 40 For the semi-crystalline phase, the variation of unit cell parameters induced by doping is similar to the smectic-like phase one, albeit the variations are slightly larger along the alkyl side chains (from 16.9 Å to 18.1 Å) (see Figure 10a). Doping induces changes in the ED pattern, This disordering is such that successive (b,c) planes are randomly displaced along the c direction. In other words, statistical offsets Δcinter are introduced between -stacks of polythiophene backbones (see Figure 12f). Contrary to the smectic-like phase, -stacking within (b,c) planes is maintained whereas successive stacks experience a statistical shift Δcinter upon doping. The intercalation of the F4TCNQ molecules in the side chain layers results in a disordering in the arrangement of the (b,c) stacks along the side chain direction. To conclude, TEM analysis evidences two distinct cases of structural changes upon doping depending on the initial structure of the films. Doping improves stacking order in (b,c) planes in the smecticlike phase whereas it disturbs the side chain packing and thus the relative organization of (b,c) stacks in the semi-crystalline phase.

II.4.2 Determination of in-plane orientation distribution of polarons and F4TCNQ -anions using UV-vis-NIR spectroscopy

In the previous section, doping was shown to affect differently the structures of the smectic-like and the semi-crystalline phases. In particular, ED shows the extension of the unit cell parameters along the side chain direction but fails to determine the proportion and/or the location of the dopant molecules in the polymer matrix. In addition, the spectral features further suggest different doping levels in the two phases. Therefore, we used a detailed study of the angular dependence of the polarized UV-Vis-NIR spectra to quantify both, the angular distribution of the dopant molecules in the polymer matrix and the doping levels of both phases. The angular distribution of the P1 band reflects the in-plane distribution of the P3HT chains after rubbing and doping whereas for the F4TCNQ -band, it determines the in-plane angular distribution of the dopant's long axis (the transition dipole of the F4TCNQ -absorption bands is oriented along the long axis of the molecule). 42 Figure 13 a, b shows the evolution of the UV-Vis-NIR spectra versus the light polarization angle for smectic-like and semi-crystalline phases, respectively. The angular distribution was extracted for F4TCNQ -and P1 polarons at 873 and 2500 nm, respectively.

Since both F4TCNQ -and P2 contributions overlap in the 650-1100 nm range, it was necessary to deconvolve the spectra to differentiate the two contributions and obtain meaningful absorbance for the F4TCNQ -anion for each angle. Figure 14a shows a representative result of a multi-peak fitting of the sample rubbed at 186°C, for a polarization angle of 70°, whereas Figure 14c depicts the resulting F4TCNQ -absorbance as a function of polarization angle for the semi-crystalline films (TR = 186°C) after subtraction of polymeric P2 features. A multiple peak fitting, shown in grey is applied in the range 0.3-3.5 eV based on four components: P1 band (at 0.44 eV), P2 band (at 1.53 eV), N (neutral P3HT) band (at 2.54 eV) and a high-energy F4TCNQ-band (at 3.00 eV). The sum of these four components is represented in blue, whereas the experimental spectra is shown in red. (see Figure 14a) The sum of the principal components is subtracted from the recorded experimental spectra.

Although the peak deconvolution is rough, it allows subtracting most of the P2 band from the F4TCNQ-contribution in the range of 1-2 eV. Similar procedure was reported previously, see the ref [7]. In Figure 13c, d, the evolution of P1 at 2500 nm (in purple) and F4TCNQ -at 873 nm (in green) bands are depicted as a function of the polarization angle, for the smectic-like and semi-crystalline phases. The curves are fitted according to equation 3: 43,44 𝐴(𝜆, 𝜃) = 𝐴 0 -log [1 -

𝛽 𝛽+1 (1 + 3𝑐𝑜𝑠2𝜃)] (3) 
where,

𝛽 = 1 3 tanh(Δ𝐴 𝑙𝑛10 2 ) (4) 
with A0 , the unpolarised offset absorption contribution related to the non-aligned fraction of P3HT and ΔA= Amax -Amin, Amax (0°, //) and Amin (90°, ⏊) for P1 and Amax (90°, ⏊) and Amin (0°, //) for F4TCNQ -. 43,44 As seen in Figure 13 c,d, the angular dependence is well fitted with equation 3 for both anion and polaron contributions. In particular, the maximum of angular distribution of F4TCNQ -band is located at 90° to the P3HT backbone direction (rubbing direction). Thus, the dopant molecules are distributed around ±90° of the P3HT backbone direction. For the smectic-like phase, the two curves reflect the poorly aligned structure of the film rubbed at TR= 78°C. Indeed, the absorbance amplitude variations of both P1 and of F4TCNQ - are small contrary to the semi-crystalline phase. The absorption offsets A0 observed for both polarons and anions (0.2 and 0.05, respectively) are related to the residual non-oriented doped P3HT crystals. For the semi-crystalline phase, the curves do not show such an offset in absorption because of the much higher alignment. In order to quantify and compare the degree of alignment of the polaron and the anion, the dichroic ratio of both species has been used to calculate the OP, the 3D order parameter according to equation 1 (see Table 2). For the smectic-like phase, both order parameters are similar and very small (OP = 0.12 and 0.09 for P1 and F4TCNQ -, respectively), as a consequence of the large offsets A0 associated to the fraction of non-aligned P3HT in the films. In contrast, in the semi-crystalline phase, the order parameters reach much higher values (OP= 0.91 and 0.62 for P1 and F4TCNQ -, respectively). This confirms the higher alignment level of both polymer chains and dopant molecules for the films rubbed at TR > 150°C.

It is instructive to compare the order parameter of the polaron and the F4TCNQ -in the semi-crystalline phase to define to what extent their angular distributions are correlated. A perfect orientation of all dopant molecules perpendicular to the polymer backbone (inside the crystal phase) should translate into identical order parameters for the polarons and the anions. In the present case, the order parameter of the anions (0.62) is smaller than the polaron ones (0.91). The lower order parameter of the anions can have two origins: i) a fraction of F4TCNQ -anions is also located in the non-oriented amorphous phase, or ii) the dopants inside the layers of side chains are distributed around an average position orthogonal to the P3HT backbone

The first origin can be ruled out because the absorption spectra recorded for POL 90°

(Figure 13b and4c) do not show any polaronic features, suggesting that the amorphous fraction is little doped. This is also consistent with the fact that the HOMO level of P3HT in the amorphous phase is 0.1-0.2 eV lower than that of crystalline P3HT, making it more difficult to transfer a charge between amorphous P3HT and F4TCNQ. 45,46 Therefore the non-oriented amorphous part is not responsible for the reduced order parameter.

significantly tilted with respect to the backbone in the (a,c) plane, then, the maximum of the absorbance of F4TCNQ -anions would also be way off 90°, which is not observed here.

Accordingly, this result supports indirectly the model of the structure of form I P3HT proposed by Kayunkid et al. stipulating that alkyl side chains are located in a plane perpendicular to the polymer backbone. 27 Figure 15 depicts schematically structure of both phases in the doped state: lamellar structure in the semi-crystalline phase and partially oriented crystalline domains with nonoriented edge-on fraction for the smectic-like.

II.4.3 Estimation of doping concentration

As shown previously, the evolution of the ratio r = Abs P1 (at 2500 nm) / Abs N (at 550 nm) as a function of TR suggests that a higher doping level is obtained in the semi-crystalline phase at high TR. To estimate this doping level in the semi-crystalline phase, differences in the angular distributions of the P3HT and of the F4TCNQ -anion absorption bands must be taken into account. Using the extinction coefficient of F4TCNQ -at 870 nm (50 000 M -1 cm -1 ) 47 and the angular dependence of the pristine polymer film and the anions, it is possible to estimate a doping level defined as the number of F4TCNQ -anions per thiophene cycle for both structures. The obtained values (see Power factor PF// max (µW m -1 K -2 ) 18 56

The upper value of the crystalline phase is consistent with a previous estimate of 17 % for aligned P3HT 21 whereas the smectic-like phase shows a substantially lower doping level.

It is also close to the 15% doping level estimated for F4TCNQ -doped oriented films of C12-PBTTT. 22 This result indicates that the initial crystallinity of the P3HT films impact the doping efficiency. This is consistent with the structural study that supports different dopant intercalation mechanisms for the two phases. In the smectic-like phase, doping perturbs the stacking of P3HT backbones whereas in the semi-crystalline phase, intercalation of dopants requires essentially some reorganization of the stacks along the alkyl side chains directions.

Moreover, alkyl side chains are more disordered in the smectic-like phase than in the semicrystalline phase. 26 This result suggests that highly ordered alkyl side chains (noninterdigitated) favor dopant intercalation whereas highly disordered side chain layers in the smectic-like phase do not. This is consistent with recent results obtained in oriented thin films of a family of PBTTTs with side chain length varying from linear C8 to C18. The doping level was found to be lower for C8-PBTTT with disordered C8 side chains than for C12-PBTTT showing more ordered side chains. 22 However; the side chains are interdigitated in C12-PBTTT which makes the diffusion of dopants more difficult than in the non-interdigitated side chains of P3HT. The ordered side chains of P3HT help orient the dopants in its unit cell and favour fast diffusion and intercalation.

The fact that the structure of the pristine films impacts the doping level in thin films is at variance with recent results by Hynynen et al. 11 It was found that the doping level and the charge carrier density remain roughly constant regardless of the crystallinity of P3HT films processed in different solvents. The increase in conductivity with crystallinity was attributed to an increase in carrier mobility. In the present case, the order of the side chains seems to impact the doping level and thus the charge carrier density. A possible reason for this discrepancy could be related to the way the doping level is extracted from the absorbance of the F4TCNQ -anions. Indeed, rubbed P3HT films consist of a majority of face-on crystals whereas spin-coated and cast films are essentially composed of edge-on crystals. 11,10 Since the transition dipole of the F4TCNQ -is along the molecular long axis, the absorbance of the F4TCNQ -molecules probed using polarized UV-vis-NIR spectroscopy depends on the average orientation of the dopant in the film plane. In the work of Hamidi-Sakr et al. on oriented faceon P3HT, the absorption of the F4TCNQ -anions was polarized in-plane in a direction orthogonal to the P3HT backbone, supporting the dopant intercalation in the layers of alkyl side chains and parallel to side chains. 21 If the P3HT crystals are essentially edge-on, then, upon intercalation inside the layers of alkyl side chains, the long axis of the F4TCNQ -molecules will be mainly distributed around the normal to the film surface. Such an orientation renders the F4TCNQ -invisible using in-plane UV-vis-NIR absorption measurements. Accordingly, UVvis-NIR spectroscopy on edge-on oriented P3HT can lead to an under-estimation of the proportion of F4TCNQ -. This simple reasoning uncovers the intrinsic difficulty to evaluate the doping concentration from in-plane spectroscopic measurements based on F4TCNQ -. A more accurate mean to probe the doping efficiency might be to compare the absorbances of polaronic features. Indeed, contrary to F4TCNQ -, the polymer chains lie almost exclusively in the film plane, hence, the polaronic bands are polarized in-plane. From that perspective, the comparison of the smectic-like and semi-crystalline phases suggests quite similar levels of doping, which is more in line with the results by Hynynen et al. 11 Accordingly, the difference in charge conductivity between smectic-like and semi-crystalline phases would be more related to the difference in charge mobility due to enhanced aligned in thin films prepared at TR=186°C.

III. Conclusions

High-temperature rubbing helps to enhance substantially the TE properties in oriented P3HT:F4TCNQ thin films. The rubbing temperature is a precise handle to reach high crystallinity (> 55%) and orientation (order parameter > 0.8) in pristine P3HT films. Sequential doping with F4TCNQ transforms the semi-conducting films into highly conducting polymer films with charge conductivities up to 160 S cm -1 and power factor of 56 µW m -1 K -2 that lie beyond the state of the art for P3HT:F4TCNQ. Furthermore, this particular and efficient tuning method of polymer chain alignment allows the fine structural analyses by TEM (in particular along the polymer chain) not accessible by conventional GIXD analyses on randomly oriented films. Polarized absorption spectroscopy gives access to the angular distribution of dopants in the polymer matrix. The combination of both techniques provides a clearer view on the doping mechanism which depends on the initial structure of the films, i.e. smectic-like vs semi-crystalline phase. In the semi-crystalline phase, well-ordered side chains help the intercalation of a larger number of dopant molecules that are oriented perpendicular to the polymer backbone. The intercalation of the F4TCNQ molecules in the side chain layers results in a disordering of both, the arrangement of successive (b,c) polymer stacks and the packing of the side chains. In comparison, the less ordered smectic-like phase is less doped and the intercalation of F4TCNQ into the side chain layers seems to induce a reorganisation of the polymer chains within the (b,c) polymer stacks. This counter intuitive phenomenon of doping inducing order is demonstrated for the first time for regioregular P3HT. Although the semicrystalline phase shows larger thermoelectric power factors than the smectic-like phase, it will be important to further investigate the impact of structural changes on the thermal conductivity to ascertain which of the two phases is most favorable for TE applications.

It is interesting to note that high performances reported in this study have been obtained although an important part of the film is still amorphous. Engineering of polymer crystallinity, prior to doping, could be an efficient strategy to further enhance the thermoelectric properties. Alternatively, one may also try to further preserve the pristine structure of the films, e.g. by vapor phase doping to intercalate the dopants in a less destructive manner. This reinforces the interest for new fabrication methods of highly structure-controlled conducting polymer films for thermoelectric applications. In the last decades, polymer semiconductors have gained considerable attention since they combine remarkable optical and electronic properties with mechanical flexibility, light weight and low-temperature processing. [1] Numerous fields of applications exist, to cite but a few: organic photovoltaics, Organic Field Effect Transistors and, more recently, the design of thermoelectric (TE) generators. From a material's perspective, TE properties are observed in polymer semiconductors upon doping and can be adjusted by numerous methods e.g. by tailoring the polymer backbone, tuning the length of side chains, adjusting the energetic offset between the polymer's HOMO and the acceptor's LUMO, tuning the chemical structure of the dopant or choosing the best doping method. [2][3][4][5] Much attention is currently focused on doped p-type polymer semiconductors (PSCs) suitable for thermoelectric (TE) applications.

Polythiophenes such as regioregular poly(3-hexylthiophene) (P3HT), poly( have been investigated intensively. [6][7][8][9][10][11][12] P3HT / F4TCNQ emerged as a model system to better understand the correlations between processing, structure and TE properties. [12][13][14][15] Doping of PSCs is the important step transforming the pristine semiconducting polymer into conducting ones. Doping controls the conductivity of the films and also the resulting TE power factors PF that scales with conductivity following PF √. [16] Redox doping rests on a charge transfer between the polymer and the dopant. It has been shown that integer charge transfer (ICT) occurs from the HOMO ∼ -4.8 eV of P3HT to the LUMO ∼ -5.2 eV of F4TCNQ. [17] The position of the LUMO of the acceptor is essential and must be well situated with respect to the HOMO of the polymer. Of particular interest are strong dopants such as F6TCNNQ whose LUMO has a lower value around -5.37 eV as compared to F4TCNQ (-5.2 eV). [18,19] (see Figure 1) Beside the chemical nature of the dopant, the doping method is also key. Various doping methods have been investigated in literature such as mixed solution/ sequential processing, [5,13,16] vapour phase doping [20] , and more recently incremental concentration doping (ICD). [21,22] Mixed polymer/dopant solution processing [23,24] has been shown to be quite ineffective due to the poor resulting film quality and low TE performances. In strong contrast, sequential doping allows to intercalate the dopant molecules into the crystals of PSCs in such a way that the pristine order of the polymer is preserved upon doping. [13,14] Vapour-phase doping is also very effective as it allows to intercalate dopant molecules progressively into the pristine polymer structure without the need for an organic solvent that can interact with the polymer during doping. [14] Similar to vapor phase doping, a variant of sequential doping, namely Incremental Concentration Doping (ICD), can lead to improved TE properties in F6TCNNQ-doped PBTTT [22] . ICD consists in introducing increasing amounts of dopants into the PSC films. The progressive doping with solutions of increasing concentration allows to reach higher conductivities in comparison to direct doping due to the gradual dopant intercalation e.g. for PBTTT films doped by F6TCNNQ. (see Figure 2)

The improved conductivity is related to the fact that ICD preserves best the pristine structure of the films and hence helps reach larger charge conductivities (see Figure 3). ICD of oriented C12-PBTTT films doped with F4TCNQ and F6TCNNQ leads to a substantial increase of charge conductivities. [22] The dopant location also impacts the final TE properties of semi-crystalline PSCs whether it enters only the crystalline part or both the crystalline and the amorphous parts. It is still under discussion whether F4TCNQ dopes the amorphous, the crystalline or both phases in P3HT. There is a general consensus that the observed result depends on the dopant, the doping method and in particular, on the solvent used for doping. [5,14,[17][18][19][20] Limited doping of amorphous P3HT is possibly due to the different energetic offsets between the dopant's LUMO and the different HOMO levels in the crystalline and amorphous zones. Several tenth of eV difference between both crystalline and amorphous zones can already complicate a charge transfer between polymer and dopant. [25] It has been recently demonstrated that and film crystallinity can be readily controlled by adjusting the temperature of rubbing TR. [31] In average, a ten-fold increase in conductivity is observed parallel to the chain direction in doped and oriented P3HT and PBTTT films as compared to isotropic thin films. [17,26,27] Most interestingly, polymer alignment also enhances the Seebeck coefficient and is therefore a simple method to reach larger power factors in thin films.

In this chapter we investigate the effect of the dopant on optical, structural and thermoelectric properties in aligned P3HT films doped sequentially with F4TCNQ and F6TCNNQ. We evaluate how the dopant size and electron affinity affect the final film structure 

II. Results

II.1 Incremental Concentration Doping versus Direct Doping

Similarly to C12PBTTT, we have first verified if the ICD protocol leads to higher charge conductivities as compared to the direct doping method used for sequential doping. We have therefore compared the charge conductivities in thin films doped by ICD and DD with F4TCNQ in acetonitrile. In ICD, for a given doping concentration C, the sample has been doped at all lower doping concentrations (see Figure 2).

As seen in Figure 3, ICD allows to reach larger charge conductivities for all doping concentrations. The conductivity at 1g/l is improved by a factor 1.6 using ICD instead of DD, reaching a conductivity of 205 S/cm for F4TCNQ versus 122 S/cm for DD. Therefore, we show that this new doping method is general and applicable to other polymer semiconductors. In the case of C12PBTTT, we have shown that the ICD protocol does not lead to larger charge carrier concentrations since the polaronic band absorbance for DD and ICD are almost identical. Therefore, it was concluded that the benefits in ICD lies in the fact that the structure is better preserved upon doping in solutions of increasing concentration since the dopants are introduced in a more progressive manner. Likewise, we used ED to verify if ICD and DD correspond to different structural characteristics of the doped films. Figure 3 depicts diffraction patterns of F6TCNNQ-doped P3HT at 2g/l by both ICD and DD. No significant structural changes can be evidenced by electron diffraction between the two doping methods beside a marginal change in the d100. Differences in microstructure between the two type of doped films using the two methods are accordingly quite subtle and not visible in ED.

Therefore, we stress that ICD leads to better performances due to a more regular intercalation of the dopants in the pristine crystal lattice of P3HT. Green and dark red curves correspond to F4TCNQ and F6TCNNQ, respectively.

Both polaronic and anionic signals are strongly polarized with respect to the rubbing direction. As seen in Figure 4.a and 5.c, the F4TCNQ anion has characteristic absorption peaks at 413, 690,770 and 873 nm polarized in the direction perpendicular to the rubbing. [22] In the direction of rubbing, the spectrum is dominated by the neutral polymer fraction at 525 nm and the two polaronic P1 and P2 bands located respectively at 2500 nm and 795 nm (Figure 4 and5). In the case of F6TCNNQ (Figure 4.b and 5.d) the main F6TCNNQ anionic absorption are centered at 864, 988 and 1143 nm and polarized perpendicular to the rubbing. The positions of the F6TCNNQ -bands are consistent with those of the anion found in solution. [22] A few additional F6TCNNQ -absorption peaks are centered at 414, 474 and 502 nm. The polaronic absorption peaks P1 and P2 are located at the same position as in case of F4TCNQ and are polarized along the rubbing direction. The relative polarizations of the dopant anions and the polaron indicates that both F4TCNQ and F6TCNNQ are oriented with their long axis in a plane perpendicular to the P3HT chain direction. For POL//R, the comparison of the absorption of doped films indicates a higher oxidation level for F6TCNNQ as indicated by a higher ratio between P1 and neutral polymer absorbances. This is consistent with the lower LUMO level of F6TCNNQ versus F4TCNQ.

band to highlight integer charge transfer between P3HT and the dopants F4TCNQ (a) and F6TCNNQ (b).

Interestingly, the linear correlation between the absorbance of the anion and the polaron was found for both dopants, supporting Integer Charge Transfer for both dopants.

(see Figure 6) Figure 7 compares the structural modifications followed by electron diffraction (ED) in aligned P3HT films. Figure 7 shows the ED patterns of oriented P3HT doped sequentially with 0.01 g/l and 2.0 g/l solutions of F4TCNQ and F6TCNNQ in acetonitrile. Figure 7c represents the section profiles along the equatorial reflections from the complete set of experiments at different doping concentrations using incremental concentration doping (the same sample is doped in solutions of increasing concentration).

II
For F4TCNQ, the structure of oriented P3HT films shows an expansion of the unit cell along the alkyl side chain direction up to 18.1 Å and reduced -stacking to 3.6Å already for a doping concentration as low as 0.01 g/l. As seen from Figure 8, once the doped phase is formed at 0.01g/l, the structure changes slightly upon doping at higher concentrations. This is consistent with the absorption data showing that the polaron intensity changes also little above 0.1 g/l. As observed in our previous study, the h 0 2 reflections present in the pristine The situation in the case of F6TCNNQ doping is different as indicated by ED in Figure 7d, e, f that shows the diffractions patterns at 0.01 g/l and 2.0 g/l and a section profile along the equator, respectively. The diffraction pattern for 0.01 g/l is identical to the undoped phase, indicating no intercalation of F6TCNNQ at this concentration whereas some polaronic and anion bands are already visible for this concentration.

For 0.1 g/l the doped and undoped phases coexist as indicated by the presence of two d100 peaks with different periodicities. The d100 of the F6TCNNQ-doped P3HT phase is 19.2 Å versus 16.4Å for the undoped P3HT phase (see Figure 8). As for F4TCNQ, the intercalation of dopants results in changes of the ED patterns in terms of reflection intensity. The h 0 2 (h=1,2)

reflections disappear and are replaced by a streaked and very intense 0 0 2. Interestingly, for 2.0 g/l, the ED pattern is typical of the pure doped phase without traces of undoped P3HT.

Accordingly, doping is more progressive in the case of F6TCNNQ. The coexistence of doped and undoped phases with F6TCNNQ may indicate that the diffusion of the dopant molecules inside the alkyl side chain layers is more difficult for the larger F6TCNNQ molecules.

Coexistence of doped and undoped phases may point at a spatially inhomogeneous distribution of dopants in the films for the concentrations below 0.1 g/l. ED analysis shows that the F6TCNNQ-doped phase has additional reflections in the l=1 layer line. It must be

II.3.2 Structural model for P3HT:F6TCNNQ.

For a F6TCNNQ concentration of 5 g/l, ED indicates that the film has undergone a substantial structural re-organization as depicted in Figure 9 that compares the ED patterns of pristine (form I) and F6TCNNQ-doped phases of P3HT. d ande). The form I structure is taken from reference [32] whereas the doped P3HT structure is refined and corresponds to the model illustrated in Figure 11. In c) and f), the c-axis projection of the pristine and doped structures are shown, respectively.

a dense packing of side chains, it is necessary to have a shift ∆c in the direction of the c axis between the PT backbones of two successive -stacked P3HT chains. Therefore, there are no "cavities" to host dopant molecules in pristine P3HT. Accordingly, to intercalate F4TCNQ or F6TCNNQ in the P3HT unit cell, it is necessary to modify the -stacking of P3HT chains within individual (b,c) planes. As noted in our previous study for P3HT/F4TCNQ, ED indicates that the doping mechanism induces a structural reorganization of polymer chains within (b,c) planes in the P3HT crystal. [29] As seen in Figure 11, it is possible to create cavities to host the dopant molecules by translating every second PT backbone along the c axis direction to group the side chains in planes that are roughly perpendicular to the polythiophene backbone. The size of the cavities depends on the dopant's dimensions and in particular the long axis of the dopant molecule.

A larger dopant should in principle induce a larger lattice expansion along the side chain direction. This is verified in the present case for F4TCNQ and F6TCNNQ that show expanded d100 of 18.0 Å and 19.2 Å, respectively. This is consistent with most experimental observations showing that doping induces an extension of the lattice along the a axis (alkyl side chain direction). [28] The trial structure (Figure 11b) is an orthorhombic unit cell that is doubled along the a axis direction (side chains) with parameters a=39.0 Å, b=7.8 Å, c=7.75 Å. It contains two dopants at positions (0.25, 0.5, 0.25) and (0.75, 0.5, 0.75). The C2/c space group is suggested from the extinction rules:
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The calculated ED pattern for this trial structure reproduces very nicely the additional observed reflections indexed as 1 0 1 and 1 0 3 and the intense 0 0 2 reflection.

In a second step, we subjected this trial structure to energy minimization using only van der Waals interactions. The obtained unit cell is triclinic with P1 space group. It is defined by a=38.44 Å, b=8.96 Å, c=7.75 Å, =107.96°, =85.5° and =106.25°. This "double" cell is further reduced into a simpler unit cell with P-1 symmetry with |a|=18.8 Å, |b|=8.95 Å, |c|=7.75 Å, Chapter 3. Intercalation and ordering of F6TCNNQ and F4TCNQ dopants in regioregular poly(3-hexylthiophene) crystals: impact on anisotropic TE properties of oriented thin films 163 =107.6°, =101.5° and =89.3° (see Figure 11.c). The corresponding calculated ED pattern in Figure 9a accounts quite well for the presence of the additional reflections and for the enhanced intensity of the 0 0 2 reflection. The additional reflections in the l=1 layer line are indexed as h 0 1 with h=-2, -1, 0 and 1. This model yields an interlayer spacing d100=18.4 Å and a -stacking periodicity d020=3.45Å in close concordance with the experimental values (see Table 1). The asymmetry in the intensity of the h 0 1 reflections is related to the triclinic character of the unit cell.

Let us describe more precisely the refined structural model. Within -stacks, the intercalation of dopants results in i) the increase of the distance between PT backbones along the b axis and ii) an increase of the backbone tilt with respect to the b axis. Due to this tilt, short intermolecular contacts between PT backbones are possible. PT backbones are contained in 3 2 0 planes with a short 3.46 Å reticular distance corresponding to the apparent -stacking distance d020. The 2 -2 0 planes containing side chains should also result in a strong reflection.

However, this reflection is not observed experimentally because in the real doped structure, 3-hexyl side chains are quite disordered contrary to the ideal calculated model. This disorder possibly accounts also for the larger expansion of the lattice along the side chains with a larger d100 due to the non-optimal packing of alkyl side chains.

It is highly instructive to compare the refined structure of F6TCNNQ-doped P3HT with the structure of other doped polythiophenes. Tashiro et al. investigated the structure of P3HT upon doping with iodine. [33] They found that iodine doped P3HT possess a "tunnel" structure due to the incorporation of polyiodide ions such as I3 -and I5 -into the layers of the alkyl side chains. Structural modeling indicated that the polyiodide chains are oriented along the b axis of P3HT contrary to the present case where the long axis of F6TCNNQ is oriented along the a axis (side chain direction). Most interestingly, as in our case, the introduction of dopants in the unit cell causes a shift of PT chains along the c-axis to generate the "cavities" along the baxis wherein dopant anions can be hosted.

Let us also compare the present structure with PEDOT doped with Tos identified by Aasmunsveit et al. and further modeled by Kim and Brédas. [34,35] PEDOT-Tos adopts a lamellar structure with layers of highly -stacked poly(thiophene) backbones separated by layers of dopants. Interestingly, the stoichiometry of the doped phases of P3HT:F6TCNNQ and of PEDOT:Tos are identical and corresponds to one dopant per four thiophene monomers i.e. a maximum doping concentration of approximately 25%. This stoechiometry is larger than the apparent doping level extracted by UV-vis-NIR absorption spectroscopy (see table 1). This is not surprising since the P3HT films oriented by high-T rubbing at 186°C show a crystallinity of 50-60% and the amorphous phase is poorly doped (no polaron seen for light polarization perpendicular to the chain direction). To consolidate this result, we followed the same approach to determine the structure of P3HT/F4TCNQ phase. For F4TCNQ we are equally able to find a stable intercalated structure (see Table 1). The d020 and d100 periodicities show the same evolution upon doping with F4TCNQ as for F6TCNNQ: reduction of -stacking distance and expansion along the alkyl side chain direction. However, there is one major difference between F4TCNQ and F6TCNNQdoped structures, namely the h 0 1 reflections seen for F6TCNNQ are absent in the case of F4TCNQ. For F4TCNQ-doped P3HT, one can only evidence the enhanced intensity of the 0 0 2 and the changes in lattice dimensions. The difference in the ordering of F4TCNQ and F6TCNNQ in the P3HT crystal is possibly a reason for this. Indeed, polarized UV-vis-NIR spectroscopy evidences a better ordering of F6TCNNQ as compared to F4TCNQ. Following the recent work by Vijayakumar et al., it has been shown that F4TCNQ diffuses more readily into the C12-PBTTT film than F6TCNNQ. [22] As a consequence, F6TCNNQ was also better ordered in the C12-PBTTT lattice than F4TCNQ due to a slower diffusion constant. Moreover, the diffusion of F4TCNQ is substantially faster in P3HT than C12-PBTTT (diffusion times are of the order of a few seconds for P3HT and 40-50s for C12-PBTTT). Accordingly, both ED and spectroscopy results clearly suggest larger disorder in the intercalated F4TCNQ than F6TCNNQ.

More generally, for both dopants, the structure found in the films is much more disordered than the ideal model retrieved from ED analysis. In particular, streaking in the ED pattern along the a axis is clear evidence for disorder in the arrangement of successive (b,c) planes of stacked PTs.

To conclude, electron diffraction provides compelling evidence for the presence of dopant molecules inside the unit cell of P3HT. Dopants are intercalated in the layers of alkyl side chains in a plane perpendicular to the polythiophene chains. Rearrangement of P3HT chains generates two cavities within a doubled unit cell that can host two dopant molecules.

The question is why the same structural features i.e. the presence of additional reflections in the l=1 layer are not observed in the case of F4TCNQ? To answer this question, we used polarized UV-vis-NIR spectroscopy and more precisely angular dependent spectroscopy to try to quantify the ordering of dopants inside the P3HT host matrix.

II.4

Probing the ordering of F4TCNQ and F6TCNNQ dopants in the polymer matrix of P3HT using polarized UV-vis-NIR spectroscopy.

We wanted to investigate how both dopant molecules are oriented with respect to the polymer backbone in case of F4TCNQ and F6TCNNQ. Therefore, polarized UV-vis-NIR spectra of aligned P3HT films were recorded as a function of the angle between the P3HT chain direction (rubbing direction) and the direction of the light polarization. Figure 12a,b show the two sets of polarized UV-vis recorded every 10° between the polarizer and the rubbing direction within the range between 0° -90°. To extract the angular dependence of the dopant's absorption, we used a multipeak analysis to remove the underlying polaronic contributions (see experimental section). Figure 13.c exemplifies the result of a multipeak fitting to extract the F4TCNQ - absorbance at a given angle. A similar procedure of peak deconvolution was reported earlier by Wang et al. [24] Comparing the values of polaronic peak positions in the current work on oriented films and work of Wang et al. on non-oriented samples -the values are consistent with ref [24] . It is based on four components: P1 at 0.44 eV, P2 at 1.53 eV, N (neutral P3HT) at 2.54 eV and a F4TCNQ -band (D) at 3.00 eV. The sum of these four bands is represented in blue (see Figure 13c). It is the baseline that is subsequently subtracted from the experimental spectra. Although the peak deconvolution is not perfect, it allows to remove most of the P2 absorption band from the F4TCNQ -contribution in the range of 1-2 eV.

The two graphs in Figure 12c and d depict the angular dependence of the polaron (P1 peak at 2500 nm) and the anion absorption for F4TCNQ and F6TCNNQ-doped films, respectively. The anion absorptions at 873 nm (F4TCNQ -) and 1138 nm (F6TCNNQ -) for each angular position are obtained by subtracting the polaronic contribution of P3HT (see Figure 13.c).

Most telling is the comparison of the order parameter extracted for the polaron and for the anions of F4TCNQ and F6TCNNQ (see Table 2). The OP of the polaron is a measure of the in-plane orientation of polymer chains in the rubbed and doped films whereas the OP of the dopants gives an idea of the way the dopants are oriented with respect to the polymer crystals when intercalated in the layers of alkyl side chains.

Similar OPs for anion and polaron bands suggest that the orientation of the dopant follows quite strictly the orientation of the side chains perpendicular to the PT backbones.

The values of the OP in Table 2 show a simple trend: for F6TCNNQ, the OPs of polaron and anion are almost identical whereas they are substantially different for the F4TCNQ -anions.

This suggests that F4TCNQ anions are oriented in a more random manner in the P3HT lattice (see schematic illustration of the F4TCNQ and F6TCNNQ molecules orientation with respect to the polymer backbone in Figure 14). Accordingly, the intercalation of F6TCNNQ seems to lead to a more ordered structure of the doped phase of P3HT than for F4TCNQ (see Figure 14). Finally, we evaluated the impact of the structural evolution with doping concentration on the charge conductivity and thermopower. Figure 15 features the evolution of the charge conductivity, Seebeck coefficient and power factor as a function of dopant concentration for aligned P3HT films doped with F4TCNQ and F6TCNNQ. In the case of F4TCNQ, the conductivity saturates already for 1 g/l reaching 205 S/cm, whereas for F6TCNNQ the conductivity is almost saturated at 10 g/l at 343 S/cm. The larger conductivity for F6TCNNQ is consistent with the slightly larger oxidation level evidenced by UV-vis-NIR spectroscopy (see Figure 5d) and the larger dopant concentration extracted from UV-vis-NIR absorption spectroscopy. The same trend is observed in the perpendicular direction, the charge conductivity  reaches its maximum at 20 S/cm and 70 S/cm for F4TCNQ and F6TCNNQ, respectively. It is worth to note that the conductivity reached here for F4TCNQ is larger than the previous one reported in reference 28 (150 S/cm) due to the use of the ICD doping method.

Regarding the Seebeck coefficient, it tends to decrease with increasing dopant concentration. This dependence looks pretty similar for both dopant molecules reaching the values of 50 V/K and 12 V/K parallel and perpendicular to the rubbing direction, respectively. The anisotropy of conductivity is always larger than that of the Seebeck coefficient which is quite consistent with previous studies. [28,29,36] Figure 16a shows the evolution of the anisotropy in charge conductivity for both systems versus dopant concentration. In general, the anisotropy in conductivity is larger for F4TCNQ than for F6TCNNQ. Conversely, Figure 16b demonstrates that the anisotropy of the Seebeck coefficient depends little on the doping level and is quite constant around 4 for both systems.

III. Conclusions

Combining polarized UV-vis-NIR spectroscopy and electron diffraction analysis helps Conjugated polymers currently receive considerable attention as thermoelectric materials because they are composed of abundant elements and offer ease of processing, low weight and mechanical robustness. [1][2][3] The thermoelectric efficacy of a material can be described by either the dimensionless figure of merit 𝑍𝑇 = 𝛼 2 𝜎𝑇/𝜅 or the power factor 𝛼 2 𝜎,

where 𝛼 is the Seebeck coefficient, 𝜎 and 𝜅 the electrical and thermal conductivites and 𝑇 the absolute temperature. Power factors reported for unoriented conjugated polymers now reach values of 10 2 W m -1 K -2 , [4][5][6][7][8] and in case of aligned materials more than 10 3 W m -1 K -2 . 9,10 The majority of studies focuses on polythiophenes because they are widely available and can be synthesized with a wide range of molecular weights, side-chain lengths and regioregularities.

As a result, polythiophenes are ideal for elucidating fundamental structure-property relationships that underpin the thermoelectric performance of conjugated polymers. The archetypal semi-crystalline conjugated polymer is poly(3-hexylthiophene) (P3HT), which has been employed as a model system in a considerable number of studies related to organic thermoelectrics. However, so far, the highest thermoelectric power factor reported for P3HT has remained well below 10 2 W m -1 K -2 (see Table 1), as a result of which many researchers question the relevance of structure-property relationships established with this material.

The power factor of a wide range of organic materials approximately scales according to the empirical power law PF= 𝛼 2 𝜎 ∝ √𝜎. [11][12][13] Hence, the majority of strategies for increasing the power factor focus on improving the electrical conductivity, which is given by:

𝜎 = 𝑁 𝑣 • 𝜇 • 𝑒 (1) 
where 𝑁 𝑣 and 𝜇 are the density and mobility of charge carriers, and 𝑒 is the elementary charge.

Charges are created through molecular doping, i.e. dopant molecules are added to the semiconductor, which in case of p-doping take up an electron, leaving a hole behind. To reach a high conductivity it is paramount that the fraction of mobile charges created per dopant molecule is as high as possible. However, hole-anion pairs generated upon doping remain Coulombically bound to each other meaning that most charges are unable to contribute to transport. 14,15 For instance, Pingel and Neher concluded that only 5% of charges contribute to transport in P3HT doped with the small-molecular dopant 2,3,5,6-tetrafluoro-7,7,8,8tetracyanoquinodimethane (F4TCNQ). 14 Several studies have recently shown that the size of the dopant molecule has a pronounced impact on the electrical conductivity of p-doped P3HT. 16,17 Liang et al. found that the use of large molybdenum dithiolene complexes, which have a diameter of 11-14 Å, promotes delocalization of the polaron. 17 Further, Aubry et al. were able to effectively shield the hole polaron from its anion through the use of a large dodecaboranebased dopant with a diameter of 20 Å, which boosts the fraction of mobile charge carriers. 16 In addition to ensuring a high number of mobile charges, it is important that the nanostructure of the polymer enables a high charge-carrier mobility. For molecularly doped P3HT the electrical conductivity strongly depends on the crystallinity of the polymer. 12,18 Furthermore, uniaxial alignment has been widely explored as a tool to enhance the electrical conductivity and power factor in one direction. Qu et al. used directional epitaxial crystallization of P3HT with help of 1,3,5-trichlorobenzene, followed by doping with Fe(TFSI)3 to reach a power factor of 38 W m -1 K -2 . 19 Further, some of us have used tensile drawing of bulk samples 20 or high-temperature rubbing of thin films 9,21 to orient P3HT, achieving a power factor of 16, 21

and 56 W m -1 K -2 upon subsequent doping with Mo(tfd-COCF3)3, FeCl3, and F4TCNQ, respectively (see Table 1). Here, we combine the aforementioned strategies with the aim of increasing the thermoelectric power factor that can be achieved with P3HT. To increase the order of the polymer, we chose to employ high-temperature rubbing, a technique that allows the preparation of highly aligned polymer films with an effective thickness of a few tens of nanometers. As the dopant we selected the molybdenum dithiolene complex Mo(tfd-COCF3)3

(see Figure 1 for chemical structure), which due to a high electron affinity EA  5.6 eV 25,26 offers a large driving force for oxidation of P3HT.

Figure 1 illustrates the chemical structure of Mo(tfd-COCF3)3. Figure 1b depicts the spectra of the neutral and reduced forms (ferrocene fis used in the solution of CH2Cl2 as reported by Qi et al.). Reduction of the complex with ferrocene leads to the disappearance of the absorption peaks at 584 nm and 390 nm of the neutral form and their replacement by a few relatively weak peaks around 484, 650, and 920 nm. The maximum of absorbance of Mo(tfd)3 -is located at 650 nm and is superposed with ferrocenium ion absorption at 629 nm. 28

II.2 Film fabrication and doping procedure

Both oriented and isotropic films were prepared by sequential doping. Isotropic films were prepared by doctor-blading a hot polymer solution. Oriented samples were prepared by high-temperature rubbing at 186 C (see Experimental section and refs for details 21,29,30 ).

Doping was carried out by drop-casting solutions of Mo(tfd-COCF3)3 in 1:1 acetonitrile:chloroform (AcN:CHCl3) onto rubbed and/or doctor-bladed P3HT films. We used an AcN:CHCl3 solvent mixture because it resulted in a higher degree of doping than AcN solutions (CHCl3 would dissolve P3HT). The use of such a mixture allows to better dope the amorphous part of the film. The dopant solution was allowed to remain on top of the film for 3 min, followed by spinning off the excess solution (see experimental section for details).

stacking of P3HT and the 0 2 0 reflection (𝑑 020  3.8 Å -1 ) from -stacking are oriented along the equator (Figure 4a). The simultaneous presence of both h 0 0 and 0 2 0 reflections is characteristic for a mixture of face-on and edge-on crystalline domains within the polymer films.

We note that the positions of the h 0 0 reflections (h = 1-3) split upon doping with Mo(tfd-COCF3)3 (Figure 4b). For instance, we observe two 3 0 0 reflections, one close to the original position at 𝑞 300  5.47 Å and one at 𝑞 300  5.97 Å. The 0 2 0 peak related to -stacking does not split but slightly shifts to 𝑑 020  3.7 Å whereas the 0 0 2 reflection is unchanged. These observations indicate that the films contain both non-doped and doped P3HT crystallites al low doping concentrations, with the dopant intercalated in the side chain layers as suggested by the expansion of the lattice along the side chain direction.

isotropic absorbance of electrochemically oxidized P3HT, we used the average absorbance ∆𝐴 𝑃2 = (∆𝐴 ∥ + ∆𝐴 ⊥ )/2 at 800 nm (cf. Fig. 3b). From this value we subtracted 𝐴 ⊥ of rubbed and doped films at 1200 nm to account for the apparent vertical offset of the UV-vis-NIR spectra, which we tentatively assign to light scattering by excess dopant on top of the film (cf.

Figure 8 a,b). The deduced charge-carrier density of the rubbed films is comparable to values extracted for isotropic samples (Table 3). For rubbed P3HT films doped with 𝑐 𝑀𝑜  1 g L -1

Mo(tfd-COCF3)3 we obtain 𝑁 𝑣  (4.0  0.4)10 26 m -3 (see the subsection II.6 for details). This corresponds to an oxidation level of 10 %. It must be stressed that the determined value is strongly dependent on the accurate film thickness determination.

II.6 Estimation of the number of charge carriers

We were interested in estimating the number of generated charges, which (assuming that only polarons and no bipolarons are present) can be probed by examining the absolute absorbance of the polaronic peaks. Furthermore, neither neutral Mo(tfd-COCF3)3 nor its anion absorb at 800 nm. 31 9a; note that the onset of P3HT vs ferrocene/ferrocenium is located at 0 V). 33 A series of oxidation reactions were realized at constant potentials between 0.55 and 0.75 V and the transient current 𝐼(𝑡) were recorded (Figure 9b). Integration of the transients over time 𝑡 yielded the total number of charges 𝑄:

𝑄 = ∫ 𝐼(𝑡)𝑑𝑡 ∞ 𝑡=0 (2) 
Normalization by the sample volume in contact with the electrolyte yielded the charge density 𝑄 𝑣 . At the end of each oxidation step a UV-vis-NIR spectrum was recorded and the difference in absorbance ∆𝐴 between doped and undoped P3HT at 800 nm was plotted (normalized by the film thickness 𝑑 = 48 nm) (Figure 9c). A plot of ∆𝐴/𝑑 vs. 𝑄 𝑣 shows a linear trend (Figure 9d), which indicates that only one absorbing species, i.e. polarons, is present up to a charge density of at least 𝑄 𝑣 = 310 26 m -3 .

In agreement, Enengl et al. have shown that a significant amount of bipolarons only starts to form in P3HT at potentials larger than 0.5 V above the oxidation onset. 34 The slope of ∆𝐴/𝑑 vs.

𝑄 𝑣 yields 𝜀 𝑃2  (4.1  0.2) 10 3 m 2 mol -1 at 800 nm (𝜀 𝑃2  41000 M -1 cm -1 ). We would like to point out that cyclic voltammograms of P3HT can display several anodic waves that correspond to oxidation of ordered and disordered material. 33 Our analysis is limited to the first anodic wave where ordered P3HT is oxidized and hence the here reported value for 𝜀 𝑃2 corresponds to polarons in crystalline domains.

The P2 polaron peak of electrochemically oxidized P3HT is centered at 𝜆 𝑃2  800 nm, i.e. at a lower wavelength than chemically doped P3HT (cf. Figure 5). We explain this shift in 𝜆 𝑃2 with the difference in anion size. During electrochemical oxidation, PF 6 -counterions, which have a thermochemical radius of 𝑟 = 2.4 Å, 35 enter the polymer from the electrolyte. Chemical doping instead produces Mo(tfd-COCF3) 3 -counterions, which have a much larger radius of 𝑟 7.5 Å (based on an estimate of the smallest sphere that could encompass the molecule/ion), 31 and hence results in a larger average polaron-anion distance. 36 Since the P2 polaron absorbance is broad we deem the difference in peak position to be minor. Hence, we used 𝜀 𝑃2 obtained from our electrochemistry experiments to estimate the charge-carrier density 𝑁 𝑣 of chemically doped P3HT according to the Beer-Lambert law:

∆𝐴 𝑃2 = 𝜀 𝑃2 • 𝑑 • 𝑁 𝑣 (3) 
where ∆𝐴 𝑃2 is the difference in absorbance at 800 nm between doped and undoped P3HT (Table 2). Mo(tfd-COCF3)3 can dope both ordered and disordered P3HT because of its high electron affinity of 5.6 eV. The here reported value for 𝜀 𝑃2 was measured by oxidizing ordered P3HT, and may differ in case of disordered material, which would introduce an error in the here presented analysis of the charge-carrier density. Recent study reports the same approach to estimate the charge-carrier density of chemically doped diketopyrrolopyrrole (DPP) which could confirm the value obtained for 𝑁 𝑣 with electron paramagnetic resonance (EPR). 37 For samples sequentially doped with 𝑐 𝑀𝑜  1 g L -1 Mo(tfd-COCF3)3 in AcN:CHCl3 we extract a value of 𝑁 𝑣  (4.4  0.5)10 26 m -3 . P3HT has a density of about 1.1 g cm -3 , 38 and hence contains 410 27 thiophene rings per m 3 , which implies an oxidation level of 11 %, i.e. one polaron for every ten thiophene repeat units. The same samples display an electrical conductivity of 𝜎  (260  26) S cm -1 , which according to equation 1 translates to a charge-carrier mobility of 𝜇  (3.3  0.5) cm 2 V -1 s -1 (Table 2). Note that this value is only slightly higher than the 1 cm 2 V -1 s -1 reported for P3HT doped with F4TCNQ. 39 Furthermore, we measured a high Seebeck coefficient of 𝛼  44 V K -1 , yielding a thermoelectric power factor of 𝛼 2 𝜎  (50  10) W m -1 K -2 , which is comparable to the highest values reported for isotropic P3HT (cf. 10).

II.7 Thermoelectric characterization of doped films

The electrical conductivity is considerably higher along the rubbing direction, e.g. 𝜎 ∥  (509  51) S cm -1 versus 𝜎 ⊥  (84  8) S cm -1 for P3HT doped with 𝑐 𝑀𝑜  1 g L -1 Mo(tfd-COCF3)3 (Table 3), which gives rise to an anisotropy of 𝜎 ∥ /𝜎 ⊥  6 (see Figure 10 for stability of conductivity over time). Together with our estimate for 𝑁 𝑣 we calculate a charge-carrier mobility of 𝜇 ∥  (7.1  0.1) cm 2 V -1 s -1 and 𝜇 ⊥  (1.2  0.2) cm 2 V -1 s -1 , which represent average values for all mobile plus bound charges. We note that 𝜇 ∥ is significantly higher than values measured for isotropic samples (cf. Table 2), while 𝜇 ⊥ is lower.

In agreement with previous studies, 9,21,24 the Seebeck coefficient also displays a high degree of in-plane anisotropy, e.g. 𝛼 ∥ /𝛼 ⊥  4 in case of P3HT doped with 𝑐 𝑀𝑜  1 g L -1 Mo(tfd-COCF3)3. An absolute Seebeck coefficient of 𝛼 ∥  (56  2) V K -1 gives rise to a maximum power factor of 𝛼 ∥ 2 𝜎 ∥  (160  27) W m -1 K -2 (Table 3), which is the highest value so far reported for P3HT (cf. Table 1). We note that 𝛼 ∥ often observed for isotropic samples, [11][12][13] while 𝛼 ⊥ 2 𝜎 ⊥ falls short of the predicted value (Figure 11). The anisotropy of the Seebeck coefficient and conductivity was recently studied using kinetic Monte Carlo (kMC) simulations to describe thermoelectric measurements on doped poly(2,5-bis(3-dodecyl-2-thienyl)thieno[3,2-b]thiophene) (PBTTT). 40 In brief, these kMC simulations account for variable-range hopping on a regular lattice. Structural anisotropy is reflected in the model by an increased delocalization in the parallel direction compared to the perpendicular direction, i.e. 𝜉 ∥ > ξ ⊥ where 𝜉 is the localization length (cf. ref for details 40 ). This model can reproduce the trend of the experimental data in the parallel and perpendicular direction measured for rubbed P3HT doped with Mo(tfd-COCF3)3, when assuming an anisotropy ratio of 𝜉 ∥ /ξ ⊥ = 4 and an attempt-to-hop frequency of ν0 = 210 13 s -1 (cf. Figure 12). 

III. Conclusions

We conclude that the combination of a large dopant such as Mo(tfd-COCF3)3 in combination with structural anisotropy, here achieved by high-temperature rubbing, is a powerful means to improve the thermoelectric properties of conjugated polymers. From the point of view of sample preparation, we investigated the effect of rinsing the doped films with the pure solvent (ACN). The detrimental impact of rinsing is evidenced. Rinsing de-dopes the films and results a threefold reduction of conductivity and a loss of the polaronic absorption.

TEM shows that de-doping results in a structural change from a doped to undoped crystalline phase while the amorphous phase should remain somehow doped. Both charge conductivity s and thermopower a show a strong anisotropy in doped films with 8 a s  , 5 a a  . Upon optimization of the doping of aligned P3HT, a high conductivity of 𝜎 ∥  (509  51) S cm -1 is obtained thanks to a high charge-carrier mobility along the rubbing direction. Importantly, the Seebeck coefficient remains also high with 𝛼 ∥  (56  2) V K -1 , and as a result we achieve a record thermoelectric power factor of 𝛼 ∥ 2 𝜎 ∥  (160  27) W m -1 K -2 for P3HT. Most importantly, spectro-electrochemistry helps determine the density of charge carriers in the oriented films by determination of the polaron extinction coefficient. The average charge carrier density in the aligned samples reaches 410 20 cm -3 i.e. one polaron for approximately ten monomers.

Overall, these results highlight the importance to select the right dopant to achieve effective oxidation of the polymer i.e. obtain a high charge carrier density while keeping the Seebeck coefficient to a high level. A more systematic investigation of doping with a library of dopants might help identify further the relevant parameters e.g. electron affinity, dopant dimension and diffusion coefficient that could maximize the thermopower and charge conductivity of aligned thin films of P3HT.

ordered and crystallized side chains as well as a high degree of orientation that both help to intercalate more dopant molecules within the layer of the alkyl side-chains. Moreover, a clear correlation is observed between the unidirectional alignment of the P3HT backbones and of the F4TCNQ dopants that are oriented in a plane roughly perpendicular to the polymer chains.

Electron diffraction gave clearcut evidence for the structural modification of the P3HT crystalline domains depending on the structure of pristine P3HT films (smectic-like or semicrystalline).

In the third chapter, we have studied the impact of doping P3HT with a similar conjugated and flat molecule -F6TCNNQ, possessing lower electron affinity than F4TCNQ. The In the fourth chapter, we have investigated the structure and TE properties in aligned P3HT films doped with the bulkier low-electron affinity molybdenum-based dopant, namely Mo(tfd-COCF3)3. 2 A remarkable conductivity of 𝜎 ∥  509 S cm -1 was obtained for this system thanks to the enhancement of the charge-carrier mobility along the rubbing direction.

Although very high conductivities were obtained for this dopant, relatively high Seebeck coefficients were retained, resulting in record power factor close to 160 W m -1 K -2 . Polarized UV-vis-NIR spectroscopy indicates that both crystalline and amorphous interlamellar zones of P3HT are doped with Mo(tfd-COCF3)3 explaining in part the high charge conductivities obtained for this dopant. C1).The unit cell expansion upon doping is moderate around d1001.5 Å. A conductivity along the rubbing direction was around 570 S/cm similar to those obtained for Mo(tfd-COCF3)3.

However, the resulting PF values remain modest around 21 W m -1 K -2 due to a very low Seebeck coefficient (19 V K -1 ).

As a general conclusion, we have represented the important structural and TE properties for all aligned semi-crystalline P3HT films investigated in this thesis in a general illustration (scheme C1) and collect the important data relative to these systems in Table C1. (when doped in air) and the PF were in the range 10 -1 -10 μW m -1 K -2 for non-oriented thin films. Preliminary results recently obtained in our group for P3HT:Magic Blue managed to reach conductivities of 2000-3000 S cm -1 leaving a promising perspective for another highly efficient organic TE system.

This thesis was an important opportunity to investigate the correlations between structure and charge transport in doped aligned P3HT films. However, to fully validate our approach on alignment of polymers for TE applications, it remains essential to retain low thermal conductivities, especially along the chain direction. The TE efficiency of the aligned devices is related to the resulting anisotropy of the thermal conductivity which enters the eq.

(2) of the figure of merit ZT. To have high thermoelectric device efficiency it is important to have both high electrical conductivity and thermopower and low thermal conductivity in the same direction.

Preliminary experiments were conducted in the frame of a collaboration with the group of prof. Oliver Fenwick from the Queen Mary University of London initiated by L. Biniek. The anisotropic thermal conductivity of oriented F4TCNQ-doped P3HT films was measured and the resulting figures of merit ZT were determined for both isotropic and aligned P3HT films. 12 the effect of the in-plane thermal conductivity on resulting figure of merit is an important factor which is very sensitive to the film morphology and furthermore to the nature of the dopant. Most importantly, despite increased thermal conductivity along the chain direction, the PF of the oriented films is indeed improved by a factor 20-25 with respect to non-oriented P3HT.

The previous results evidence the benefits of using oriented and doped systems to boost TE properties in comparison to isotropic polymer films. Therefore, the alignment method used in this study, i.e. high-T rubbing, can be a very promising tool for preparing high-ZT flexible thermoelectric generators (TEGs). To this aim, different complex large-scale device geometries could be implemented such as e.g. coin-shape coiled-up 13 or printed on a foil and then folded to a 3D shape. 14 The later geometry has been successfully used by the start-up company Otego GmbH (Germany) (see Figure C3b). It would be perfectly adapted to the high-T rubbing method. Indeed, rubbing could be applied to large printed sheats of p and/or ntype polymer semiconductors that could further be doped once aligned. Folding would then be used in the final step to realize the TEG shown in Figure C3b with the rubbing direction parallel to the temperature gradient.

We believe that some of the results presented in this thesis might be of high interest for the experimental and theoretical physicist for further investigations of physical processes associated with thermoelectricity. However further investigations accounting for the role of the thermal conductivity in anisotropic systems as well as stability experiments are needed to further advance in the field of organic thermoelectrics.

The complexity of such organic-based systems challenges the development and accuracy of predicted theoretical models e.g. for charge transport in doped polymer semiconductors. Going one step ahead, we believe that a high amount of empirically studied polymer:dopant systems reported in the literature could serve as a data collection for further development of organic thermoelectrics by means of data science methodologies such as machine learning algorithms and combinatorial screening. Both are already successfully applied in the neighboring field of organic photovoltaics. [15][16][17][18][19] One of the key feature of machine-learning based methods is the ability to forecast material properties, even when fundamental understanding of the chemistry/physics behind the property is lacking. 18 Recently, Sahu and coworkers have shown that by using artificial intelligence machinelearning methods one is able to capture the complexity of a device and build a model that can efficiently foresee the efficiency (not just simple properties such as a bandgap) of photovoltaic device from its constituents with an outstanding correlation of r = 0.79. 19 Another inspiring work of Cao et al. applies a so-called Design of Experiments approach toward the optimization of a bulk heterojunction (the core element of an organic photovoltaics device) from a low band gap polymer, poly[N-9′-heptadecanyl-2,7-carbazolealt-5,5-(4 ′ ,7 ′ -di-2-thienyl-2 ′ ,1 ′ ,3 ′ -benzothiadiazole)] (PCDTBT). The authors demonstrate how the experimentalist can save time by using such an approach that "enables one to 'see the big picture' before walking through a narrow valley of one-dimensional data".

This allows to avoid enormous amount of time needed for the conventional "one factor/one variable" approach at a time -a standard scientific approach. The most efficient combination of parameters found by machine-learning algorithms can lead the scientist towards the most productive experiments to be performed in the laboratory. 18 Experimental details

Materials used in this study

Regioregular P3HT was purchased from Merck (MW = 43.6 kDa, PDI = 1.8, RR95.9%).

F4TCNQ was purchased from TCI. Anhydrous solvents such as acetonitrile and orthodichlorobenzene were obtained from Sigma-Aldrich and used without purification.

F6TCNNQ was synthesized in the group of Nicolas Leclerc (ICPEES) following the general method given by Vijayakumar and coworkers in the ref. 1 Sodium polystyrenesulfonate (NaPSS) was purchased from Sigma-Aldrich.

Mo(tfd-COCF3)3 was synthesized as previously described. 2 Anhydrous acetonitrile (AcN; purity >99.9%), chloroform (CHCl3; purity >99.5%), o-dichlorobenzene (oDCB; purity >99%), FeCl3 and TBAPF6 were purchased from Sigma-Aldrich and used as received.

Preparation of glass slides

Prior its use, the glass slides for thin film deposition were cleaned in a sonication bath in different solvents. Glass slides were sonicated successively in acetone, isopropanol and an aqueous solution of Hellmanex (diluted to 1:50 in distilled water) for about 10 minutes each time. Afterwards, these glass slides were sonicated three times for 10 minutes each in pure distilled water to remove the excess Hellmanex traces. The films were dried under a nitrogen flow prior to thin film deposition.

Doping level estimation for F4TCNQ/F6TCNNQ-doped P3HT films

The apparent doping level n was calculated as the ratio between the molar concentration of the dopant anion concentration A LC   [2] where Aabsorbance,  -extinction coefficient of the dopant, Loptical path length (film thickness) and C -concentration of the attenuating species (dopant concentration).

For oriented films, the dopant absorbance was determined as the average value extracted from the angular dependent polarized UV-Vis measuments for both dopants (curves are presented in the Chapter 2). The extinction coefficient for F4TCNQ -and F6TCNQ - anions are 

Transmission Electron Microscopy

Oriented areas were identified for TEM analysis by optical microscopy (Leica DMR-X Microscope). The polymer films were coated with a thin amorphous carbon layer using an Auto 306 evaporator (Edwards). P3HT films were removed from the glass substrate by floating on water and subsequent recovery on TEM copper grids. TEM was performed in bright field and diffraction modes using a CM12 Philips microscope equipped with a MVIII (Soft Imaging System) charge coupled device camera.

Calibration of the reticular distances in the ED patterns was made with an oriented polytetrafluoroethylene (PTFE) film on the patterns where the monomer periodicity

The measurements were performed by using a homemade setup made of one heating and one cooling Peltier cells (3 mm gap) (see Figure E5a) providing a controllable temperature difference ΔT. Temperatures of the cold and warm sides were measured in a non-contact mode using two IR sensors avoiding thus thermal contact issues. The Seebeck tension was measured using a Keithley 2634B source meter and a semiprobe lab assistant probe station in ambient conditions. The Seebeck coefficient is calculated from the slope of Seebeck voltage versus temperature difference for ΔT varying in a range ±10K around T=23±2°C.

Calibration of the Seebeck coefficient measurement was performed using a constantan wire (see Figure E6). Most importantly, the temperatures of the hot and cold gold/dopedpolymer junctions are precisely defined as they lie atop the underlying Peltier elements whose temperatures are well-defined and determined by an IR sensor. 8 As a consequence, we do not observe a dependence of the Seebeck coefficient with the contact geometry.

Thin film thickness determination

In order to determine film thickness or oriented samples we melt-annealed thin films at 300°C in order to randomize the in-plane chain orientation as well as de-dope the films.

This was done under nitrogen atomosphere using a Linkam hot stage (HS-95 controller and LTS420 stage). The UV-Vis absorption spectra of melted films were recorded. In the 2 nd Chapter, the film thickness was determined using a reference determined by Podzorov et al. 9 for the absorption spectra of a thin films of known thickness. In the Chapter 3 and 4, we used the same melting procedure to randomize the chain orientation and further extracted the thickness form the absorbance of melted samples. The thickness calibration was done using Dans le 2 ème chapitre, nous avons étudié l'effet de la température du brossage sur les propriétés structurales et TE du polymère dans les films minces de P3HT dopé par F4TCNQ. Pour le F6TCNNQ la situation est différente. Jusqu'à 0.01 mg/ml, on ne voit que la structure non dopée du P3HT malgré la présence de polarons en spectroscopie UV-vis-NIR.

En revanche à partir de 0.1 mg/ml, les structures dopée et non-dopée coexistent. A partir de 1.0 mg/ml, l'échantillon est constitué presque exclusivement de la phase dopée.

La diffraction électronique (DE) fournit des preuves convaincantes de l'intercalation des dopants F6TCNNQ dans le réseau cristallin de P3HT. Un modèle minimisé en énergie a été obtenu pour la structure de P3HT dopé avec F6TCNNQ. On obtient une maille triclinique de symétrie P-1 avec a=18.8 Å, b=8.95 Å, c=7.75Å, =107.6°, =101.5° and =89.3°. Cette structure obtenue à partir d'une analyse de la diffraction électronique montre que la stoechiométrie maximale de la phase dopée est d'un dopant pour quatre monomères thiophène, soit une concentration de dopage maximale d'environ 25%. Ceci est cohérent avec les valeurs obtenues par la méthode spectroscopique en tenant compte du fait que la phase amorphe du P3HT n'est pas ou très peu dopée. La structure obtenue rend compte des modifications de la maille du P3HT (expansion selon l'axe a et réduction de la distance entre plans thiophènes -stackés).

La spectroscopie UV-vis-NIR polarisée a été utilisée pour suivre le mécanisme de dopage des couches orientées et semi-cristallines de P3HT en fonction de la concentration de dopant F4TCNQ et F6TCNNQ (cf Figure 4). Nous avons pu mesurer des taux de dopage maximum de l'ordre de 14% 
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 1 State of the art & Fundamentals on organic thermoelectricity I. General concepts I.1 -Conjugated polymersConjugated polymers (CPs) represent great opportunities for the future in general and for organic electronics in particular. CPs are organic macromolecules that are characterized by a backbone made of alternating double-and single-bonds. Their overlapping -orbitals create a system of delocalised π-electrons whose band structure may lead to interesting charge transport properties. Intrinsically, most classical CPs such as poly(thiophene)s have a null dark conductivity since no free charges are present in the system. To observe conductivity in CPs it is necessary to produce free charge carriers by excitation of electrons from the valence into the conduction band. Charge carriers can be generated in different ways. In the case of conducting polymers, chemical or electrochemical oxidation/reduction referred to as p-/ n-doping, respectively, is necessary.1 The development of the field of conductive polymers has started around 1980. Two key discoveries played a crucial role in the active development of the area of conducting polymers: the discovery of polysulfur nitride in 19772 and iodine-doped polyacetylene in 19773 . The room-temperature conductivity of intrinsically conducting polymer (SN)x was of the order of 10 3 (cm) -1 whereas the conductivity of copper is 610 5 (cm) -1 . The explosive nature of (SN)x prevented it from practical use. The second major breakthrough was realized by Heeger and coworkers in their studies on conducting polyacetylene. In the pristine state, polyacetylene (PA) is insulating with a conductivity below 10 -5 (cm) -1 . Exposure of PA to oxidizing agents such as iodine results in a strong increase of conductivity up to 10 5 (cm) - of the Nobel Prize in Chemistry to Alan J. Heeger, Alan G. MacDiarmid and Hideki Shirakawa in 2000.4 

Figure I. 1

 1 Figure I.1 (a) Sigma (Single bond) hybridization for ethylene, (b) pi (Single bond)

  and *-antibonding orbitals are formed due to the nature of the electron wavefunction that can interfere either destructively or constructively. -bonding and *antibonding can be referred as the highest occupied molecular orbital (HOMO) and the lowest unoccupied molecular orbital (LUMO) (see Figure I.2). This representation bears some analogy with the band diagram of classical inorganic semiconductors with the valence and conduction bands. The larger the conjugation length, the smaller the HOMO-LUMO gap.
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 262 Figure I.2 Evolution of the HOMO and LUMO levels as well as bandgap Eg with increasing
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 3 Figure I.3 (a) Chemical structures of some common conjugated polymers. Reproduced from

Figure I. 5 6 Figure I. 4

 564 Figure I.5 Schematics of (a) a thermoelectric element, (b) -TEGan array of p-and

  et al. and is depicted in Figure I.6.The thermoelectric tetrahedron represents four main building blocks of TE plastics:(1) organic semiconductors and in particular -conjugated polymers, (2) dopants and counterions, (3) insulating polymers, and (4) conductive fillers such as carbon nanotubes, graphene and inorganic semiconductor nanowires. Both the organic semiconductor and filler can be used as the primary charge conducting components although they may be only poorly conducting in their intrinsic form. Dopant/counterion permit the modulation of the charge carrier concentration. Insulating polymer together with conductive filler can be used as extrinsically conducting TE materials. The current thesis is focused only on TE material systems of the type conjugated polymer:dopant. Organic TE is a rapidly evolving field. New polymer backbone variations, dopant, and processing methods continuously emerge and boost the development of more effective materials for organic TE generators.
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 6 Figure I.6 Thermoelectric tetrahedron representing four main building blocks of TE

Figure I. 8

 8 Figure I.8 (a) Chemical structure of PEDOT:PSS, (b) SEM image and (c) digital photo of

Figure II. 2

 2 Figure II.2 Controlled dissolution and recrystallization of P3HT thin films in CS2 solvent

Figure II. 2

 2 Figure II.2 shows the evolution of the UV-Vis absorption spectra in thin films of P3HT

  Clarke et al. andSpano et al. found that the redshift is closely related to the conjugation length of the planarized polymer backbone in the aggregates (crystals). The vibronic structure of the solid state crystalline P3HT is caused by different electronic transitions from the first vibrational state of the ground state to another vibrational state of the 1 st excited state (0-0, 0-1, 0-2, …). This was deduced using Frank-Condon principlethe approximation that an electronic transition occurs without the change in position of the nuclei in the molecular entity.69 

Figure II. 3

 3 Figure II.3 (a,b) Molecular orientations within conventional J-and H-aggregates, (c)

Figure II. 4

 4 Figure II.4 Calculated (a) and experimental (b) electron diffraction patterns corresponding

Figure II. 5

 5 Figure II.5 Schematic representation of the microstructure in semi-crystalline Rr-P3HT as a

  two chains with four monomers per unit cell (a = 1.60 nm, b = 0.78 nm, c = 0.78 nm and γ = 86.5°). (see Figure II.4) Brinkmann and Rannou have investigated the effect of molecular weight Mw on chain packing and semi-crystalline structure of P3HT. They have observed semicrystalline lamellar morphology in the bright field TEM mode. 75 (see Figure II.5). For low Mw, short polymer chains form crystalline lamellae with extended chains. Chain folding does not occur at Mw < 7.3 kDa. The increase of the fluctuations of the lamellar thickness is observed

Figure II. 6

 6 Figure II.6 a) TEM BF images of the lamellar morphologies in oriented P3HT films prepared

81 Figure

 81 Figure II.7 schematically explains how the thin film morphology changes with TR. Crystalline

Figure II. 7 51 II. 4 Figure II. 8

 75148 Figure II.7 Schematic illustration of the structural evolution in rubbed P3HT films as a

  In 2012, Brinkmann et al have studied the crystalline structure of the naphthalene diimide (NDI)-based alternated copolymer (PNDI2ODT2) films prepared by epitaxy on TCB and friction-transferred PTFE. Oriented films of two polymorphs of PNDI2ODT2 (form I and form II) were prepared.

Figure II. 11

 11 Figure II.11 Bright field (a) TEM image and electron diffraction pattern (c) of an oriented P3HT film grown on the 100 crystal surface of K-BrBz at 180°C. Note the alternation of dark

  Figure II.12 (a) Schematic representation of the rubbing method. In a first step a non-

  Figure II.13. a) Evolution of the dichroic ratio A // / A ⊥ as a function of strain applied to

  Xue et al. improved this method to orient PBTTT with large ordered domains by adjusting the temperature of the PBTTT films upon drawing. The temperature is kep above the crystal->LC transition so that side chains become liquid-like and thus the polymer can be readily aligned . 83f) Tensile Drawing Tensile drawing differs from other technique by the fact that it concerns free standing films i.e. films several micrometers in thickness. The film is fixed on both sides and the force is applied on both ends in opposite directions at constant speed. (see Figure II.14a) Mechanical properties of different polymers were studied using this method. The drawing behaviour above the glass transition temperature has been studied for various viscosities of polyethylene terephthalate. 101 Mechanical and electrical properties of oriented poly(2,5-thienylene vinylene) (PTV) films have been investigated by Zhang and Smith.

  (see Figure II.14c) A disadvantage of this technique is related to the fact that it applies to bulk P3HT films i.e. requires a large amount of polymer.

Figure II. 14

 14 Figure II.14 (a) Stretched film of P3HT, clamped in a DMA instrument, (b) -Wide angle X-ray scattering (WAXS) patterns of and tensile drawn P3HT (λ ∼ 4; arrows indicate drawing direction) sequentially doped with Mo(tfd-COCF3)3, (c) -(a) Seebeck coefficient α and (b) power factor α 2 σ as a function of electrical conductivity σ for P3HT doped with Mo(tfd-

  Hartmann et al. have compared CT and structural properties of P3HT films prepared by directional epitaxial crystallization and high-temperature rubbing for P3HT of different MW. For low-MW batches, the anisotropy reaches the value of ///  22.

Figure III. 1

 1 Figure III.1 Schematic illustration showing (a) Formation of polaron, bipolaron and

from ref 6

 6 Base-doping were actively used in order to dope alternated block copolymers such as P(NDI2OD-T2) and other naphthalene diimide-based low-bandgap alternated copolymers with either 4-(2,3-Dihydro-1,3-dimethyl-1H-benzimidazol-2-yl)-N,N-dimethylbenzenamine (N-DMBI) or with a similar compound -4-(1,3-Dimethyl-2,3-dihydro-1H-benzoimidazol-2-yl)-N,N-diphenylaniline (N-DPBI). 108,119-121 Redox doping occurs through the electron transfer from donor to acceptor. Transfer of an electron from the HOMO of the conjugated polymer to the LUMO of the acceptor dopant molecule gives rise to p-doping, whereas transfer from the HOMO of a donor dopant molecule to the LUMO of the polymer leads to n-doping. (see Figure III.2b) Therefore a match between HOMO/LUMO levels of a polymer and dopant as well as a sufficient offset between the two levels involved in the charge transfer are crucial parameters for successful doping.

  common solvent and deposit a thin film by drop-casting or spin-coating from the Polymer/dopant solution. (see Figure III.3) In 2008, Yim et al. studied controlled p-doping of poly(3-hexylthiophene) (P3HT), poly(9,9-di-n-octylfluorene-alt-bis-N,N-(4-butylphenyl)-bis-N,N-phenyl-1,4-phenylenediamine) (PFB), poly(9,9-di-n-octylfluorene-alt-(1,4-phenylene-((4sec-butylphenyl)imino)-1,4-phenylene) (TFB) and poly(9,9-di-n-octylfluorenealtbenzothiadiazole) (F8BT) conjugated polymers by co-blending with F4TCNQ with different wt% concentration of dopant. At a doping ratio of 10% w/w, the conductivity of P3HT films

  Figure III.4e). They managed to simulate the structural changes by constructing four possible

  blended films. Pristine films of RRa:RR P3HT blends show a lamellar morphology with preferential edge-on orientation of crystals. Lim et al. demonstrated that neat RRa P3HT films have no scattering features other than a broad amorphous background and cannot form a true crystal. Surprisingly, dopant molecules act as additives that induce ordering in the RRa P3HT films which leads to the appearance of out-of-plane h 0 0 peaks on 2D GIWAXS images upon doping.[START_REF] Lim | The role of Ordering on the Thermoelectric Properties of Blends of Regioregular and Regiorandom Poly(3hexylthiophene)[END_REF] 

Figure III. 4

 4 Figure III.4 (a) and (b) Schematic illustration of the structural change in P3HT induced by
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 423762 Figure III.5 a) Schematic representation of preparation of highly oriented and doped P3HT

Figure 1 :

 1 Figure 1: a) Chemical structures and schematic energy diagram of F4TCNQ and P3HT. b)

  In this chapter, we use the structural variety achieved by controlling the rubbing temperature to investigate the doping mechanism in aligned P3HT films and how it impacts the resulting charge conductivity and TE properties. The fundamental questions we address are the following: How does the original structure of the P3HT films (smectic versus semicrystalline) affect the final doping level? How are the dopant molecules distributed in the structure of P3HT and to what extent are the TE properties affected? To answer these questions, we use a combination of UV-Vis-NIR absorption and electron paramagnetic resonance (EPR) spectroscopies, Transmission Electron Microscopy and Electron Diffraction, conductivity and Seebeck coefficient measurements. We uncover correlations between film structure and crystallinity and corresponding charge conductivity and TE properties. As a main result, the semi-crystalline structure of aligned P3HT films shows superior conductivity and TE efficiencies (power factor) as compared to the smectic-like phase. Polarized UV-vis-NIR absorption spectroscopy shows that the distinct phase behavior relates to different in-plane orientations and doping levels. A combination of electron diffraction and polarized absorption spectroscopy gives a detailed insight into the mechanism of dopant intercalation in the P3HT structure both in terms of structural modification and orientation distribution of dopant molecules in the layers of alkyl side chains. Correlations between the order parameter and the anisotropy in charge transport are analyzed. High conductivities up to 160 S/cm and power factors of 56 W m -1 K -2 are reached.

Figure 5 :

 5 Figure 5: Evolution of the UV-Vis-NIR spectrum

Figure 8 :

 8 Figure 8: Anisotropy of electrical conductivity vs order parameter of the polaron.

Figure 11 :

 11 Figure 11: Electron diffraction patterns of the smectic-like (TR = 78°C) films in pristine

  especially on the second layer line: i) mixed indices h 0 2 reflections disappear and ii) the 0 0 clarity, the section profiles are shifted along the ordinate axis. The asterisk seen in b indicates reflections from PTFE used for calibration. The rubbing direction R is vertical (blue arrow) for all patterns. (e and f) Schematic illustration of the structural changes in the packing for the semi-crystalline phase (TR = 186°C): undoped pristine structure (e) and after doping with F4TCNQ (f).

Figure 13 :

 13 Figure 13: a) and b) Polarized UV-Vis-NIR absorption spectra of oriented conducting
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 3 Intercalation and ordering of F6TCNNQ and F4TCNQ dopants in regioregular poly(3-hexylthiophene) crystals: impact on anisotropic TE properties of oriented thin films I. Introduction

  [3,2-b]thiophene] (PBTTTs) doped with acceptor molecules such as F4TCNQ or FeCl3

Figure 1 .

 1 Figure 1. a) Schematic energy diagram of

  as a function of dopant concentration. We used a combination of polarized UV-Vis-NIR spectroscopy and low dose electron diffraction to provide an insight into how the doping by different molecules affects the final polymer structure and how the dopant molecules are distributed in the P3HT crystals. Measurements of DC conductivity and Seebeck coefficients in anisotropic films help to draw correlations between doped polymer structure and TE properties. Differences in doping mechanism and film structure versus dopant concentration are evidenced. Both absorption spectroscopy and electron diffraction provide compelling evidence for the intercalation of F6TCNNQ dopants inside the crystal lattice of P3HT. A tentative model for the structure of F6TCNNQ-doped P3HT is obtained from ED analysis.

Figure 3 .

 3 Figure 3. a) Electrical conductivity of oriented P3HT films doped by F4TCNQ by both ICD and

. 3 II. 3 . 1

 331 Structural difference between F4TCNQ-and F6TCNQ-doped P3HT films Evolution of the structure with doping concentration.
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 3 Intercalation and ordering of F6TCNNQ and F4TCNQ dopants in regioregular poly(3-hexylthiophene) crystals: impact on anisotropic TE properties of oriented thin films 157 peak. The rubbing direction R is indicated by the blue arrow for all patterns. The 0 0 2 reflection was used to calibrate the ED patterns. In the diffraction pattern (e), additional new reflections related to the F6TCNNQ-doped P3HT phase are highlighted by a white arrow.

Figure 9 .

 9 Figure 9. Experimental (a and d) and calculated (b and e) electron diffraction patterns for the

Figure 11 .

 11 Figure 11. b-axis projections of the structural models of a) P3HT (form I), ii) the trial structure

Figure 13a and 13b

  Figure 13a and 13b show the absorption of the F4TCNQ and F6TCNQ anions,

Figure 14 .II. 5

 145 Figure 14. Schematic illustrations of the difference in mutual arrangement between the
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 4 give clear-cut evidence for the intercalation of F4TCNQ and F6TCNNQ dopants in the crystal lattice of P3HT. Differences in doping mechanism have been highlighted. F6TCNNQ is intercalated in a more ordered manner as compared to F4TCNQ. A tentative structural model based on ED analysis is proposed for P3HT:F6TCNNQ leading to a triclinic structure with P-1 symmetry (a = 18.8 Å, b = 8.95 Å, c = 7.75 Å, =107.6°,  = 101.5° and  = 89.3°). The structure of doped P3HT bears similarity with the structure of PEDOT-Tos in terms of P3HT/dopant stoichiometry which is consistent with the doping level extracted from absorbance measurements. Despite larger charge conductivities for F6TCNNQ, the power factors remain similar for both dopants and close to 79 W m -1 K -2 at the maximum. This study demonstrates that highly ordered P3HT/dopant intercalates can be prepared by sequential doping. The level of ordering of dopants in the polymer crystals might be further improved by playing on the kinetics of dopant diffusion or the geometry of the dopants. Adapting the dopant dimensions to the possible cavities in the layers of side-chains in the P3HT lattice might be an interesting strategy for highly ordered P3HT/dopant intercalates. In this respect, the choice of rod-like dopants such as F6TCNNQ might be more adapted to fabricate ordered intercalates with respect bulky "spherical" dopants such as Mo(tfd-COCF3)3.Beyond the importance of dopant intercalation in the possibility to reach large charge conductivities, this study opens the question relative to the change of the thermal conductivity of the lattice. Possibly, the intercalation of long and rigid dopants could rigidify the polymer lattice through enhanced Coulombic interactions between successive layers of -stacked PTs, hence, it could increase the corresponding thermal conductivity of the doped polymers. It will be of high importance to evaluate the changes in thermal conductivity associated with dopant intercalation in general. High thermoelectric power factor of poly(3-hexylthiophene) through in-plane alignment and doping with a molybdenum dithiolene complex I. Introduction

Figure 9 .

 9 Figure 9. (a) Cyclic voltammogram of P3HT (P3HT has an oxidation onset around 0 V vs.

3

  rd chapter is dedicated to a detailed comparison of both dopants on the TE performances and structure of aligned P3HT films. Higher ordering of dopants in the polymer matrix and higher oxidation level of P3HT resulted in a higher electrical conductivity up to 343 S/cm versus F4TCNQ-doped films whereas similar PF values are obtained for both dopants.Polarized UV-Vis spectroscopy evidenced a better ordering of F6TCNNQ dopant molecules as compared to F4TCNQ. A tentative structural model of P3HT:F6TCNNQ was proposed using the new electron diffraction data on oriented and doped P3HT films. Structural modeling helped identify a triclinic structure with P-1 symmetry with the following parameters: a = 18.8 Å, b = 8.95 Å, c = 7.75 Å, =107.6°, =101.5° and =89.3° and a stoichiometry of one dopant per four thiophene cycles.

Figure C1 .

 C1 Figure C1. a, b) Polarized UV-vis-NIR spectrum in oriented P3HT thin films ICD doped in

  Regarding the principal structural changes upon doping, Scheme C1 represents the doped structure on the scale of the crystalline lamellae. In case of flat dopant molecules, the doping occurs only in the crystalline zones, no doping of the amorphous regions occurs due to the fact that charge transfer is almost impossible between the HOMO of amorphous P3HT and the LUMO of both dopants. The poor doping of the amorphous zones limits the ultimate conductivity values reached in these systems. On the contrary, doping by FeCl3 and Mo(tfd-COCF3)3 occurs in both crystalline and amorphous regions and this results in much larger charge conductivities.From a structural point of view, we demonstrate that doping with F6TCNNQ and Mo(tfd-COCF3)3 results in a progressive doping of the crystalline domains with a co-existence of doped and undoped crystalline phases of P3HT. The crystalline phase is observed to be easily doped by the smaller dopants FeCl3 and F4TCNQ without coexistence of doped and undoped P3HT crystals. Differences in diffusions coefficients of the dopants might be one of the reasons for explaining this difference between the two classes of dopants.Hofmann et al. demonstrates the use of a strong oxidanttris(4-bromophenyl)ammoniumyl hexachloroantimonate (Magic Blue) (EA  5.8 eV) to dope efficiently a large palette of conjugated polymers.11 Upon doping with Magic Blue most polymers displayed intense polaronic absorption features, while the electrical conductivity ranged from 10 -2 to 10 2 S cm -1

1 ]= 4 V 4 F

 144 The thiophene molar concentration thiophene molar C was calculated from the volume of the unit cell of P3HT and the fact that it contains four thiophene monomers: thiophene molar C , where V -is the unit cell volume (of the doped phase). The Beer-Lambert-Bouger law served to evaluate TCNQ molar C  using the absorbance of the characteristic anion bands and the corresponding extinction coefficient:

  Figure E3. a) UV-Vis spectra of F6TCNNQ -anion absorption spectrum in AcN in the presence of

Figure 1 .

 1 Figure 1. a) Structures moléculaires et niveaux HOMO/LUMO du P3HT et du F4TCNQ.

  et 20% pour les dopants F4TCNQ et F6TCNNQ. Cette différence est cohérente avec la position de la LUMO du F6TCNNQ plus faible que pour le F4TCNQ, donnant lieu à un taux d'oxydation des chaînes de P3HT plus élevé.En ce qui concerne la structure, le F4TCNQ et le F6TCNNQ dopent essentiellement la partie cristalline du P3HT, mais les mécanismes de dopage sont différents. Dans le cas du F4TCNQ, le dopage modifie la structure dès les très faibles taux de dopage (0.01 mg/ml) et la diffraction électronique ne montre qu'une seule structure dopée présente. Les paramètres de la maille de cette structure dopée évoluent avec le taux de dopage.

Figure 6 .

 6 Figure 6. Comparaison des clichés de diffraction expérimentaux et calculés pour les films

Figure 6 :

 6 Figure 6: a) et b) Spectres d'absorption UV -Vis -NIR polarisés de films polymères conducteurs orientés pour les films dopés avec F4TCNQ et F6TCNNQ tracés pour différents angles (tous les 10°) entre la direction de polarisation et la direction du brossage du film. (0 ° correspond à la lumière incidente polarisée // R (en rouge) alors que 90 ° correspond à la lumière incidente polarisée ⊥ R (en bleu)). c), d) -Dépendance angulaire de l'absorbance de

Figure 8 .

 8 Figure 8. Illustration des structures moléculaires du P3HT et du dopant Mo(tdf-COCF3)3 et

Figure 3 . 6 Tableau 1 .

 361 Figure 3. (a) Images sous microscope optique polarisé des films de P3HT après brossage et dopage séquentiel avec une solution de Mo(tfd-COCF3)3 (ACN/CHCl3) avec CMo ∼ 1 g L -1 ; les doubles flèches croisées indiquent les orientations du polariseur et de l'analyseur; la flèche blanche indique la
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Table 1 .

 1 TEOrganic TE has gained enormous attention after the seminal work of Crispin et al.34 K -2 ) at room temperature that approaches the values required for efficient devices.34 A similar order of magnitude efficiency was reported by Yu et al. in PEDOT:PSS carbon nanotube blends with PF = 160 Wm -1 K -2 .

	The later authors have demonstrated that the accurate control of the oxidation level in
	poly(3,4-ethylenedioxythiophene):tosylate (PEDOT:Tos) can result in TE polymers with
	zT0.25 (PF 324 Wm -1

performance for different T ranges and materials. Reproduced from ref. 33 b) Organic TE

Table III

 III 

		vapour		13.4	77	8		Lim et al. 54
		on 100% RR						(2019)
		P3HT						
		vapour		0.37	110	0.45		Lim et al. 54
		on 5% RR						(2019)
		.1 represents a non-exhaustive set of important results regarding TE P3HT
		SqD		0.02	-	-		Yee et al. 139
	performance of P3HT doped by various dopants. of RRa P3HT			(2019)
		SqD		160	59	56		
	Doping agent PF6 -F6TCNNQ FTS F4TCNQ FeCl3	Doping of oriented P3HT method SqD mixed solution vapour ICD on oriented P3HT mixed solution vapour SqD		,/ S cm 1 7 28 276 1.8 63 0.01	,/ VK  25 -60 48 ---	2    , W m K 1     0.14 -10 63 ---	2 	This work Reference Xuan Karpov et et al. 47 al. 137 (2017) (2010) Glaudell et This work al. 133 (2014) Yamamoto Duong et al. et al. 140 131 (2015) (2013) Yee et al. 139
	Mo(tfdCOCF3)3	mixed solution of RRa P3HT SqD mixed of P3HT-coated PET solution fibers mixed solution SqD vapour ICD on oriented SqD P3HT SqD of tensile-SqD drawn P3HT SqD mixed P3HT of oriented		0.1 350 0.1 1 42 12.7 570 5.5 13 3 509 8	----105 43 5.4 -110 -56 -	----46 2.3 21 -16 -160 -		(2019) Yim et al. 129 Fanous et (2008) al. 141 Kiefer et al. 138 (2012) (2017) Jung et Aziz et al. 130 al. 142 (2017) (2007) Hynynen et This work al. 134 Scholes et Hynynen et al. 53 al. 111 (2015) (2019) Jacobs et al. 132 Jacobs et (2016) This work
		solution						al. 132
								(2016)
		SqD		22	60	8.5		Hamidi-
		on oriented						Sakr et al. 37
		films						(2017)
		SqD		2	76	1.2		Lim et al 39
								(2018)
		vapour		37	85	27		Lim et al 39
								(2018)

*For oriented samples highest reported values measured along the direction of alignment are given.

Table 1

 1 

compares values of polaronic peak positions in the current work on oriented films and work of Duong et al on non-oriented samples. As seen, the values are pretty close to those reported previously.

Table 1 .

 1 Comparison of P1, P2 peak positions with the work reported previously.

	Band name/position	This work	Duong, Salleo 2013 [7]
	P1 polaronic band	0.44 eV	---
	P2 polaronic band	1.53 eV	1.66 eV
	Neutral band	2.2 -2.6 eV	2.7 eV

Table 2

 2 

	) correspond to 5 ± 2 and 15 ± 2 % for the smectic-

Table 2 :

 2 Main characteristics of both doped smectic-like and semi-crystalline phases

			Semi-crystalline
	Main characteristics of both phases	Smectic-like phase	
			phase
	Order parameter polaron	0.12	0.91
	Order parameter anion	0.09	0.62
	d020 π-stacking distance (Å)	3.6	3.6
	d100 alkyl side chains distance (Å)	17.9	18.1
	Estimated F4TCNQ molecules per 100	5	15
	thiophene units		
	Charge conductivity σ// max (S cm -1 )	35	160

Table 1 .

 1 Main structural characteristics of the doped P3HT crystal structures refined from electron diffraction and following energy minimization.

	Dopant	F6TCNNQ	F4TCNQ
	d020 (Å) experimental	3.55±0.05	3.55±0.05
	d020 (Å) calculated	3.42	3.46
	d100 (Å) experimental	19.2	18.0
	d100 (Å) calculated	18.4	17.5
	Density (g/cm 3 )	1.40	1.36

Table 1 .

 1 Selected literature values for the thermoelectric properties of P3HT at room temperature; a for oriented samples highest reported values measured along the direction of alignment are given.

	dopant	alignment a 𝝈 (S cm -1 ) 𝜶 (V K -1 ) 𝜶 𝟐 𝝈 (W m -1 K -2 )	ref.
	Fe(TFSI)3	no	87	48	20	Zhang et al. 22
	Fe(TFSI)3	yes	251	39	38	Qu et al. 19
	F4TCNQ	no	12.7	46	2.7	Hynynen et al. 12
	F4TCNQ	no	48	85	27	Lim et al. 23
	F4TCNQ	yes	22	60	8.5	Hamidi-Sakr et al. 21
	F4TCNQ	yes	160	59	56	Untilova et al. 24
	Mo(tfd-	yes	12.7	112	16	Hynynen et al. 20
	COCF3)3					
	Mo(tfd)3 +	no	68.5	8.1	4.7	Liang et al. 17
	FeCl3					

  A combination of spectroelectrochemistry and chronoamperometry was performed in the group of Prof. Sabine Ludwigs and helped determine the molar attenuation coefficient 𝜀 𝑃2 of the first sub-bandgap polaron peak P2. The used electrochemical setup

	consisted of a spin-coated P3HT film on the indium tin oxide (ITO) working electrode, a platinum
	wire counter electrode and a silver wire as pseudo reference electrode, immersed in an
	electrolyte solution of 0.1M tetrabutylammonium hexafluorophosphate (TBAPF6) in AcN (see

Experimental for details). A cyclic voltammogram of P3HT indicates an oxidation onset of 𝐸 𝑜𝑥 ~ 0.55 V in the electrochemical setup (Figure

Table 1

 1 ).

	Figure 10. Change in conductivity
	𝜎/𝜎 0 (top) and Seebeck coefficient
	𝛼/𝛼 0 (bottom) of P3HT doped with
	𝑐 𝑀𝑜 ~ 7.5 g L -1 during storage in a
	glove box; gray diamonds: neat P3HT
	(𝜎 0 ~ 285 S cm -1 ; 𝛼 0 ~ 35 µV K -1 ); red
	circles: rubbed P3HT parallel to
	rubbing direction (𝜎 0 ~ 681 S cm -1 ; 𝛼 0
	~ 43 µV K -1 ); after 7 days storage in a
	glove box the rubbed samples was
	exposed to air.

Table 2 .

 2 Electrical conductivity 𝜎, Seebeck coefficient 𝛼 (error  2 µV K -1 ), power factor 𝛼 2 𝜎, density and mobility of charges, 𝑁 𝑣 and 𝜇, and oxidation level for doctor-bladed films with a

thickness 𝑑 sequentially doped with an AcN:CHCl3 solution containing a concentration of 𝑐 𝑀𝑜 of Mo(tfd-COCF3)3; 𝜎 and 𝛼 were measured immediately after doping but remained relatively stable during storage in a glove box for one week (Figure

Table 3 .

 3 Electrical

	Chapter 4. High thermoelectric power factor of poly(3-hexylthiophene) through in-plane
	alignment and doping with a molybdenum dithiolene complex

conductivity 𝜎, Seebeck coefficient 𝛼 (error  2 µV K -1 ), power factor 𝛼 2 𝜎, density and mobility of charges, 𝑁 𝑣 and 𝜇, and oxidation level for rubbed films with a thickness 𝑑 sequentially doped with an AcN:CHCl3 solution containing a concentration of 𝑐 𝑀𝑜 of Mo(tfd-COCF3)3; subscripts ∥ and ⊥ refer to in-plane values measured parallel and perpendicular to the rubbing direction; 𝜎 and 𝛼 were measured immediately after doping but remained relatively stable during storage in a glove box for one week, and even after subsequent exposure to air (Figure

10

).

.3 This fundamental discovery and development of conductive polymers justified the award
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Conclusions and perspectives

The aim of my thesis was to compare the effect of doping of P3HTa working horse among the polymer semiconductors by different dopants. The doping mechanism of highly oriented and crystalline P3HT films was carefully investigated using polarized UV-vis spectroscopy, TEM and thermoelectrical measurements. High-T rubbing is a unique alignment method to render thin polymer films highly anisotropic and to control their semi-crystalline structure, leading to a high degree of anisotropy of their TE properties. Most importantly, we demonstrate that alignment is a general means to improve TE performances in doped polymer thin films. This thesis has focused on the model system RR-P3HT doped with various dopants (F4TCNQ, F6TCNNQ, FeCl3, Mo(tfd-COCF3)3) in order to identify the impact of the pristine polymer film structure and of the dopant (molecular structure, dimensions and electron affinity) on the resulting structure and TE performances of doped aligned thin films.

We also investigated the impact of the doping method (direct doping versus incremental doping) on the structure-property correlations of doped and aligned P3HT films.

Sequential doping with F4TCNQ was found to transform the semi-conducting films into highly conducting ones with charge conductivities up to 160 S cm -1 and power factor of 56 µW m -1 K -2 which outperforms the TE properties observed for non-oriented P3HT:F4TCNQ . 1 The 2 nd Chapter explored in details the effect of the temperature of rubbing on optical, structural and TE properties of doped P3HT films. The combination of all techniques provided a clear view on the doping mechanism that depends substantially on the initial structure of the films, i.e. smectic-like vs semi-crystalline phase. The smectic-like phase was found to be less ordered and less doped than the semi-crystalline phase. The later phase shows well-

Thin film orientation by high-temperature rubbing

High-T rubbing method was developed in the SYCOMMOR group in the early 2012. 3,4 The rubbing machine consists of a metallic cylinder (4 cm in diameter) covered with a microfiber cloth (see Figure E2). The cylinder is rotated at a constant rate of 300 RPM during the rubbing process and can be adjusted if needed. The cylinder is applied with a 2-3 bar pressure on top of the thin film placed on the hot stage with controlled temperature TR. The hot stage is translated at a speed of 5 mm/s. A calibration using the IR thermometer was performed in order to account for the temperature difference between the glass slide and the temperature of the hot stage.

In the 2 nd Chapter the P3HT-films were rubbed at different rubbing temperatures (TR) in order to explore its effect on film morphology and thermoelectric properties. The rubbing was performed inside a Plaslabs glove box under nitrogen atmosphere (PO2<0.1 %) in order to avoid oxidation of the polymer.

Doping methods

All doping experiments were performed under an inert atmosphere in a glovebox from Jacomex with 

A) Doping by F4TCNQ/F6TCNNQ

In the 1 st Chapter, the doping was performed following the sequential doping method 5 with full sample immersion for 10 s in the dopant solution. The F4TCNQ solution for doping was prepared with acetonitrile (AcN) at a concentration of 1 g/l. Such short doping times are sufficient to reach saturation of the film doping level as shown earlier by Jacobs et al. 6 No rinsing step was conducted as it may lead to dedoping of the films. Both doping and rubbing were performed under nitrogen atmosphere.

In the Chapter 3, the doping by both F4TCNQ and F6TCNNQ was performed following the incremental concentration doping (ICD) procedure 7 sample's resistance increased by a factor 5 after 1 h in ambient. Therefore, all electrical characterizations were performed in a glovebox, whereas UV-vis-NIR measurements were performed within 1-2 min after transfer of the sample to the spectrometer in ambient to avoid substantial dedoping.

Polarized UV-Vis-NIR spectroscopy

The orientation of the polymer films was probed by UV-vis-NIR absorption (350-2500 nm) using a Varian Cary5000 spectrometer with polarized incident light (spectral resolution of 1 nm). The UV-Vis-NIR spectra of the doped polymer film were measured using the light polarization in parallel and in perpendicular to the direction of rubbing. The parallel/perpendicular configurations are the positions where the polymer backbone axis was parallel/perpendicular to the light polarization. Angle-dependent polarized UV-Vis-NIR spectroscopic measurements were performed by rotating the polarizer with respect to the rubbing direction from 0° to 90° recording the spectra each 10°.

reflection was not present, otherwise cmonomer was used for the calibration. Beam exposure was set to a minimum using the low dose system to avoid dedoping under the electron beam that is observed when the same zone is exposed for a prolonged period of time. Dedoping is clearly manifested in the ED pattern by a change in reticular distances to those of the pristine undoped P3HT films.

Electron Paramagnetic Resonance measurements

The films for EPR measurements were prepared by floating doctor-bladed and rubbed films on quartz substrates (Ilmasil PS, QSIL GmbH) with dimensions of 3 × 25 mm and a thickness of 0.2 mm. Inside the glovebox, each sample was carefully sealed in a synthetic quartz glass tube (Ilmasil PS, QSIL GmbH) with dimensions of 3.8 × 3.0 × 240 mm 3 using Critoseal vinyl plastic. X-Band EPR spectroscopy was performed at room temperature on an Elexsys 580 (Bruker Biospin GmbH) spectrometer equipped with a 4119HS-W1 (Bruker) cavity.

Typical acquisition parameters are as follows: microwave frequency, 9.830 GHz; microwave power, 150 mW (30 dB attenuation, 150 mW source power); modulation frequency, 100 kHz; modulation amplitude, 0.1 mT.

Electrical conductivity and thermopower measurements

All devices were fabricated on glass substrates cleaned by ultrasonication in acetone, ethanol, Hellmanex, and deionized water (×3 times). The cleaned substrates were dried under nitrogen and exposed to plasma prior to film deposition. Gold electrical contacts (40 nm thick) in a four-point probe geometry (1 mm spacing between electrodes, 5 mm length) were

Spectroelectrochemistry

For the spectroelectrochemical measurements, thin P3HT films were cast onto ITOcoated glass (width 6 mm) via spin-coating from a solution of 10 g/l P3HT in oDCB. The spectroelectrochemical setup consisted of a 1 cm × 1 cm UV-Vis quartz cuvette with a custommade Teflon lid, which holds a three electrode setup comprising the ITO/polymer sample as a working electrode, a platinum wire counter electrode, and a silver wire as pseudo-reference electrode. All electrochemical measurements were performed in a solution of 0.1 M TBAPF6 in dry and degassed acetonitrile; the potential scale of our setup lies at 0.4-0.5 V relative to ferrocene/ferrocenium. Cyclic voltammetry was performed at 100 mV/s. For chronoamperometry measurements the film was first dedoped upon application of a potential of 0 V for 60 s, before the respective positive oxidation potential between 0.55 and 0.75 V was applied for 300 s. UV-vis-NIR absorption spectra were recorded by using a PerkinElmer Lambda 1050 spectrophotometer after 120 s once the electrochemical current had stabilized. The amount of injected charges was calculated by integrating the electrochemical current over time by using the background current as the baseline.

The charge-carrier density was calculated by diving the amount of the injected charge carriers by the film volume in contact with the electrolyte. The film thickness was estimated by comparing the peak absorbance of undoped P3HT at 557 nm with the calibration curve provided in Figure E6.

The