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x -AuCo -AuNi soportadas sobre carbón.

Los sistemas propuestos fueron sintetizados por cuatro métodos de síntesis:

-Estabilización con etilenglicol -Agitación en medio acuoso a temperatura ambiente -Método hidrotérmico -Microemulsión por micelas inversas Las técnicas de caracterización utilizadas fueron:

-Difracción de rayos X (XRD) -Espectrometría de masas con plasma acoplado inductivamente (ICP-MS) -Microscopía electrónica de transmisión (TEM) -Espectroscopia de energías dispersivas de rayos X (X-EDS) -Espectroscopia fotoelectrónica de rayos X (XPS) Las actividades electroquímica y electrocatalítica fueron evaluadas por:

-Voltamperometría cíclica -Electrodo de disco rotatorio -Electrodo de disco-anillo rotatorio (en unos casos) Adicionalmente se realizaron pruebas de degradación aceleradas (ADT) para observar la posible aplicación real de los materiales.

Conclusiones y contribuciones:

El método de etilenglicol permitió la obtención de nanoaleaciones Au:Co y Au:Ni. Lo anterior fue demostrado mediante difracción de rayos X, en donde se observó un ligero corrimiento de la señal de difracción principal hacia ángulos mayores debido a la contracción de la distancia interplanar del oro debido a la inserción de átomos más pequeños. Las condiciones utilizadas en el presente trabajo, sin embargo, no fuero las ideales ya que al no ajustar el pH a valores básicos no se permitió la formación de xi etilenglicóxidos de los metales de transición, especies que facilitan la reducción de dicho metal; además, al pH de trabajo puede ocurrir la descomposición del agente reductor NABH4. Mediante cálculos con la Ley de Vegard, se estimó que el contenido de Co y Ni en aleación con Au era más bajo que el esperado teóricamente, esto se comprobó mediante ICP-MS, técnica con la cual se determinó el contenido real de los tres metales. Con microscopia electrónica de transmisión se observó que al incrementar el volumen de las soluciones precursoras de Co y Ni disminuía el tamaño de partícula, esto debido a la disminución de la concentración del Au. De esta serie de materiales, el mejor resultado fue obtenido con Au:Ni/C 94:6 ya que el potencial de inicio para la ORR fue de 0.833 V vs. RHE y el potencial de media onda fue de 0.606 V vs. RHE. Adicionalmente, la técnica de XPS corroboró la formación de la nanoaleación Au:Ni/C 94:6 ya que los picos correspondientes a los niveles Au 4f5/2 y Au 4f7/2 se desplazaron hacia energías de enlace menores con respecto al Au puro preparado en este trabajo.

Posteriormente se realizó la caracterización de nanoaleaciones Au:Fe, Au:Co, y Au:Ni preparadas por el método de agitación en medio acuoso a temperatura ambiente. Como era de esperarse, al ajustar el pH de la solución a 10 se observó la precipitación de hidróxidos de los metales de transición. Por difracción de rayos X se corroboró el desplazamiento de las señales de difracción hacia ángulos mayores en 2, lo que indica la aleación de los metales. Dicho desplazamiento se dio en mayor proporción para Au:Co y Au:Ni que para Au:Fe, lo anterior puede ser explicado ya que Au, Co, y Ni comparten la misma estructura cristalina cúbica centrada en las caras (FCC), mientras que Fe tiene una estructura cristalina cúbica centrada en el cuerpo (BCC). También se corroboró la presencia de fases oxidadas de los metales de transición como Fe2O3 Maghemita, β-Co(OH)2 y Ni(OH)2. Mediante cálculos con la Ley de Vegard se estimó que los porcentajes molares de Co y Ni fueron de 0.85 % y 0.46 %, respectivamente. TEM y X-EDS permitieron observar que las partículas obtenidas por el método de agitación fueron de menor tamaño y menor aglomeración que las obtenidas por el método de etilenglicol, sin embargo, con distribución atómica no homogénea, ya que se observaron zonas ricas en Au y zonas ricas en Co o Ni. Con respecto al desempeño electroquímico, el mejor electrocatalizador fue Au:Ni/C (0.46 % molar de Ni) ya que sus potencial de inicio y potencial de media onda para la ORR fueron de 0.839 V vs. RHE y 0.643 V vs. RHE, respectivamente.

xii Al observar que realizando la síntesis en medio acuoso el tamaño de partícula disminuyó, se decidió realizar la caracterización de Au:Fe, Au:Co, y Au:Ni preparados mediante método hidrotérmico. Por difracción de rayos X se corroboraron los mismos dos fenómenos observados en el método de agitación, ya que la señal de difracción principal del oro se desplazó hacia ángulos mayores en 2 (evidenciando la aleación del Au con los metales de transición), y se observó la presencia de fases oxidadas de los metales de transición (Fe2O3 Maghemita, β-Co(OH)2, y Ni(OH)2). Otro fenómeno interesante observado por XRD fue la disminución en la intensidad de las señales de difracción del Au debido a la disminución de su cristalinidad por la aleación con los metales de transición. Mediante cálculos con la Ley de Vegard se estimó que los porcentajes molares de Fe, Co, y Ni fueron de 0.04 %, 0.49 %, y 0.84 %, respectivamente. Nuevamente se observa que el Fe se incorpora en menor proporción que el Co y Ni debido a la diferencia en su estructura cristalina. Los tamaños de partícula de Au:Co y Au:Ni fueron menores con respecto a los métodos de etilenglicol y agitación en medio acuoso, lo anterior corroborado por TEM. El análisis elemental por X-EDS evidenció la formación de zonas ricas en Au, y zonas ricas en Co o Ni, estas últimas probablemente compuestas por β-Co(OH)2 o Ni(OH)2, respectivamente. Mediante XPS se observó el corrimiento negativo de las energías de enlace de los niveles Au 4f5/2 y Au 4 f7/2 del Au después de la aleación con Fe, Co, y Ni; está comprobado que dicho corrimiento produce un cambio en el centro de banda-d con respecto al Nivel de Fermi, lo que favorece la adsorción de O2 sobre la superficie del Au, incrementando así su desempeño como electrocatalizador de la reacción de reducción de oxígeno. La técnica del electrodo de anillo-disco rotatorio permitió demostrar que, aleando Au con metales como Fe, Co, y Ni por método hidrotérmico, se incrementa su actividad electrocatalítica frente a la reacción de reducción de oxígeno en electrolito alcalino, cumpliéndose así la hipótesis de este trabajo.

El mejor resultado fue obtenido con Au:Ni/C (0.9 % molar de Ni) cuyos potenciales de inicio y media onda fueron 0.874 V vs. RHE y 0.663 V vs. RHE, respectivamente.

Teniendo en mente que la aleación Au:Ni presentó los mejores resultados electrocatalíticos, y con el fin de mejorar sus características morfológicas y estructurales, dicho material se preparó por el método de microemulsión con micelas inversas, seguido de un tratamiento térmico en atmósfera reductora. La difracción de rayos X y la espectroscopia fotoelectrónica de rayos X, evidenciaron la aleación de los metales debido a los fenómenos xiii descritos en los párrafos anteriores. Las estimaciones del porcentaje atómico Ni, antes y después del tratamiento térmico, por medio de la Ley de Vegard, fueron de 1.2 % y 1.3 %, respectivamente, este decremento en el contenido de Ni sugiere un incremento en el orden de largo alcance del Au debido a la temperatura y las condiciones reductoras. Posterior al tratamiento térmico, las partículas sufrieron un proceso de sinterizado, razón por la cual su tamaño incrementó de 4 nm a 5 nm. El potencial de media onda para la ORR es más positivo luego del tratamiento térmico, indicando que los incrementos en la cristalinidad y el tamaño de partícula favorecen la cinética de la reacción y la transferencia de los portadores de carga al disminuir las fronteras de grano. Les piles à combustible sont devenues une alternative viable pour générer de l'énergie propre et réduire l'utilisation de combustibles fossiles. Cependant, il reste encore un long chemin à parcourir pour les commercialiser. L'un des principaux défis est la réaction de réduction de l'oxygène, ORR, une réaction qui a lieu à la cathode de la cellule et dont la cinétique de réaction est lente. Afin d'accélérer cette réaction et la rendre plus efficace, les électrodes doivent employer des matériaux électrocatalyseurs. A ce jour, le principal électrocatalyseur utilisé pour un grand nombre de réactions redox (et en particulier l'ORR) est le platine (Pt), cependant, celui-ci est limité dans la croûte terrestre donc son prix est élevé. Par ailleurs, il a été récemment montré que le platine est très instable en milieu alcalin lorsqu'il est nanostructuré et supporté sur carbone ; c'est pourquoi il est nécessaire de développer de nouveaux matériaux électrocatalyseurs capables de réaliser la réaction de réduction de l'oxygène, qui soient (électro)chimiquement stables dans le milieu réactionnel. The excessive use of fossil fuels has generated significant environmental problems. Although developed countries have energy policies and have obtained positive results, the biggest challenge for the coming years is their implementation on a large scale and move from a fossil fuels energy system to a sustainable energy model based on renewable energy sources [START_REF] Bizon | Fuel economy using the global optimization of the Fuel Cell Hybrid Power Systems[END_REF] .

Fuel cells are electrochemical devices that directly convert the chemical energy of a fuel to electrical energy. When the fuel is hydrogen, the only reaction products are electricity, water, and heat [START_REF] Shao | Recent advances in electrocatalysts for oxygen reduction reaction[END_REF] . These devices have anodic and cathodic electrodes, which are separated by a selective membrane that allows the transfer of ions. At the anode, hydrogen is oxidized to produce electrons and protons (Equation 1) that are transferred to the cathode through an external circuit and the membrane, respectively. At the cathode, oxygen reacts with the protons to be reduced and to form water (Equation 2). Equation 2The theoretical voltage of the general reaction is 1. In a proton exchange membrane fuel cell (PEMFC), the overpotential for the ORR represents a loss of up to 20% of the theoretical maximum efficiency for hydrogen/air fuel cells. The kinetic limitation in the ORR represents another problem for the fuel cells operating at low temperatures, generally lower than 100°C because the rate of breaking the O=O bond to form water depends strongly on their interaction with the active adsorption sites of the electrocatalyst [START_REF] Shan | Nanoalloy catalysts for electrochemical energy conversion and storage reactions[END_REF] . At present, the main electrocatalyst used to carry out this reaction is platinum supported on carbon as nanoparticles. The platinum catalyst can be poisoned during fuel cell operation (either by air impurities or if H2 3 comes from reformate) and is, of course, a rare, expensive, and poorly-available material.

Unlike in PEMFCs, electrocatalysts with less or no platinum content can be used in alkaline fuel cells (AFC), owing, among others, to the fact that electrocatalysts usually show enhanced (electro)chemical stability in this environment [START_REF] Zhou | Oxygen reduction at very low overpotential on nanoporous Ag catalysts[END_REF][START_REF] Xin | Carbon supported Ag nanoparticles as high performance cathode catalyst for H2/O2 anion exchange membrane fuel cell[END_REF] . Additionally, alkaline conditions also improve the kinetics of ORR, because the adsorption energy of spectator anions is lower when the pH increases, resulting in activation overpotential decreases [START_REF] Ramaswamy | Fundamental mechanistic understanding of electrocatalysis of oxygen reduction on Pt and non-Pt surfaces: acid versus alkaline media[END_REF] .

An interesting strategy to increase the stability and activity of electrocatalysts is the synthesis of alloys at a nanometric scale 9 . These materials have a high surface area and, in most cases, the combination of electronic properties of their components generates a positive synergistic effect for catalysis.

The aim of this project is to obtain non-platinum-based ORR catalysts that can be used at the cathode of alkaline fuel cells; the targeted materials are gold-based bimetallic nanoalloys supported in a carbon structure.

BACKGROUND

A noble metal can be alloyed with some no-noble transition metal, regardless of its texture. Nevertheless, one usually witnesses an increase in its catalytic activity when the above is carried out at a nanometric scale, and this has been practically demonstrated for several reactions; the oxygen electrode reactions are typical examples where great catalytic enhancements have been observed.

An alloy is a combination of two or more metals. It may be either a solid solution of metal elements with characteristics of a single or partial phase, or a segregated solid solution with two or more phases [START_REF] Shan | Nanoalloy catalysts: structural and catalytic properties[END_REF] . Nanoalloys (NA) differ from bulk alloys in several significant aspects in terms of mixing patterns and geometric shapes [START_REF] Ferrando | Nanoalloys: from theory to applications of alloy clusters and nanoparticles[END_REF] . Nanoalloys can be classified according to their mixing pattern, as described in Figure 1. The level of segregation, mixing, and atomic ordering depends on several factors.

Those include the relative forces of homoatomic versus heteroatomic bonds, surface energies, differences in atomic size, charge transfer between metals and binding forces of supports.

The heterogeneous noble-metal-based electrocatalysts exhibit superior performances as compared to the non-noble-metal-based ones in electrochemical reactions in terms of activity and durability [START_REF] Yin | Shaping well-defined noble-metalbased nanostructures for fabricating high-performance electrocatalysts: advances and perspectives[END_REF] .

Based on thermodynamic aspects, Bard and collaborators proposed guidelines for the design of multimetal systems with application in ORR [START_REF] Fernández | Thermodynamic guidelines for the design of bimetallic catalysts for oxygen electroreduction and rapid screening by scanning electrochemical microscopy[END_REF] .

The mechanism for ORR is complicated and involves certain intermediate increases, shifting the electrode potential to more negative values. On the other hand, for the metals in the upper left, reaction 3 is not favorable and the M-O bond is not stable.

Because of this, even if the reaction 4 is favored thermodynamically, giving a more positive reduction potential, the overall process is limited by the inexistence of MO species. In practice, a good catalyst should favor fast MO formation but also fast MO reduction into water, which is of course a matter of compromise, known as the Sabatier [START_REF] Nørskov | Origin of the overpotential for oxygen reduction at a fuel-cell cathode[END_REF] . This usually leads to so-called Volcano plots.

To optimize this compromise, Bard and collaborators proposed to combine a metal that favors the breaking of the O=O bond (equation 3), with a second metal that is more efficient to carry out the reduction of the chemisorbed oxygen (equation 4), a strategy that was later demonstrated by Rodriguez and Koper for the example of AuCu3 alloys [START_REF] Chen | The ordered and disordered nano-intermetallic AuCu/C catalysts for the oxygen reduction reaction: The differences of the electrochemical performance[END_REF] .

The increase in the catalytic activity of many alloys can be explained by the d-band center modifications in the metals that is induced their alloying [START_REF] Qaseem | Pt-free silver nanoalloy electrocatalysts for oxygen reduction reaction in alkaline media[END_REF][START_REF] Tan | Pt-Au-Co alloy electrocatalysts demonstrating enhanced activity and durability toward the oxygen reduction reaction[END_REF][START_REF] Wang | Pt skin on AuCu intermetallic substrate: A strategy to maximize Pt utilization for fuel cells[END_REF][START_REF] Park | Enhanced oxygen reduction reaction activity due to electronic effects between Ag and Mn3O4 in alkaline media[END_REF] . The essential of this theory is that the binding energy of an adsorbate to a metal surface is strongly influenced by the electronic structure of the surface [START_REF] Rossmeisl | Steady state oxygen reduction and cyclic voltammetry[END_REF] .

When a molecule such as O2 is chemisorbed onto a platinum surface, and according Considering a core-shell system, the d-band center on the surface of the alloy is altered by the adjacent nucleus due to the action of geometrical and ligand effects.

1) The geometric effect can be understood in terms of increasing the overlapping of orbitals if the surface is compressed. This overlapping decreases the d-band center and the adsorption energy of adsorbates [START_REF] Kim | Compressive strain as the main origin of enhanced oxygen reduction reaction activity for Pt electrocatalysts on chromium-doped titania support[END_REF][START_REF] Mohanraju | Impact of alloying and lattice strain on ORR activity of Pt and Pd based ternary alloys with Fe and Co for proton exchange membrane fuel cell applications[END_REF] . The tension in the shell would lead to the opposite effect, to a smaller overlapping and increase in the band-d center, which gives as a result a greater adsorption energy.

2) The ligand effect results from the difference in electronegativity between the core and the shell [START_REF] Tang | Charge redistribution in core-shell nanoparticles to promote oxygen reduction[END_REF] . Electrons can migrate towards or away from the shell depending on the difference in electronegativity and as a result, the occupancy of the local d-band may vary with the associated change in the adsorption energy of the adsorbates.

Thanks to its catalytic and chemical properties, platinum has been used, over the years, as a catalyst for many chemical and electrochemical reactions. The oxygen reduction reaction is not an exception, in fact, many scientific reports are based on morphological, structural, and electronic modifications of platinum and its alloys 102 .

However, this metal is limited in the earth's crust, which is why in recent years, great efforts have been made to reduce and even replace platinum with other transition metals such as palladium, silver, and copper. Although these metals have given good electrochemical results, it has been proven that they are unstable in alkaline medium.

Due to its chemical nature, gold has excellent electrical conductivity, is stable in alkaline media, and has good catalytic properties. Thanks to the above, this work aims the synthesis of gold-based nanoalloys for their potential application as electrocatalysts of the oxygen reduction reaction in an alkaline medium.

It is known that platinum binds oxygen too strongly; the above suggests that its dband center is too high. By alloying platinum with transition metals (TM) moves down the d-band center, so the oxygen-containing species binds on the alloy surface weakly, overall resulting in larger ORR activity for Pt-TM alloys [START_REF] Paulus | Oxygen reduction on high surface area Ptbased alloy catalysts in comparison to well defined smooth bulk alloy electrodes[END_REF] .

To increase the activity against the oxygen reduction reaction of C-supported PtAu The optimal Au-PtFe/C exhibited initial specific and mass activities 9 times higher than the commercial Pt/C catalyst for the ORR.

The presence of little amounts of gold gives a higher electrochemical stability. Even tough, the synthesis procedure did not allow to obtain secondary phase free catalysts.

Platinum and palladium belong to the same family, so they share similar electronic structures. Because palladium is more abundant in the Earth's crust than Pt, some researchers targeted Pd as a base metal to elaborate more efficient (and available) ORR catalysts. In this seek, one must consider that palladium is quite reactive versus Pt, and that it combines (more) strongly with oxygen, which results in non-negligible extent of Pd-oxides coverage when the potential is increased, which can adversely affect the oxygen reduction reaction kinetics. Like for platinum, the electrocatalytic activity of palladium can be improved by alloying it with other metals on the nanometer scale [39][START_REF] Antolini | Effect of Structural Characteristics of Binary Palladium-Cobalt Fuel Cell Catalysts on the Activity for Oxygen Reduction[END_REF][START_REF] Yang | Dealloyed PdCu3 thin film electrocatalysts for oxygen reduction reaction[END_REF][START_REF] Erikson | Oxygen electroreduction on electrodeposited PdAu nanoalloys[END_REF] .

The design of bimetallic nanoalloys is relevant, because the less active metal increases the activity of the more active one. Slanac et al., in 2012, reported the synthesis of Ag-rich AgPd nanoalloys [START_REF] Slanac | Atomic ensemble and electronic effects in Ag-rich AgPd nanoalloy catalysts for oxygen reduction in alkaline media[END_REF] . The resulting nanoparticles were crystalline and uniformly alloyed. In the high-Ag nanoalloys (Ag>4Pd), the surface contained palladium atoms surrounded by silver, this morphology being favorable for the oxygen reduction reaction, since the combination of the electronic structures of both metals favors the breakage of the O=O bond and the desorption of the reaction intermediates.

In 2014, Liu and collaborators reported the synthesis of C-supported PdM (M= Co, Ni) nanoalloys by reduction and annealing in H2 or N2 atmosphere [START_REF] Liu | Dependences of the oxygen reduction reaction activity of Pd-Co/C and Pd-Ni/C alloy electrocatalysts on the nanoparticle size and lattice constant[END_REF] . By increasing the temperature, the lattice constant of the nanoalloys becomes smaller and their particle size got bigger. With lineal sweep voltammetry measurements, it was demonstrated that better activity towards ORR were achieved by increasing the nanoalloys particle size and by contracting their lattice, a similar effect as for Pt-based ORR catalysts.

Following this trend, in 2015, Wu and co-workers published the synthesis of PdCu/C nanoalloys prepared by two chemical methods [START_REF] Wu | PdCu nanoalloy electrocatalysts in oxygen reduction reaction: role of composition and phase state in catalytic synergy[END_REF] . Stability and synergy of the materials were depending on size, composition, phase and surface properties. For both methods, Pd54Cu46 gave better results towards the ORR, since the onset potential were very similar to that of Pt/C. The above can be explained because of the tendency of Cu to leach, which leaves a Pd-rich surface, increasing the electrochemical active area (ECA), and probably yielding to strained Pd surfaces, which (if they behave like Pt surfaces in acidic conditions) should be more active for the ORR [START_REF] Chattot | Surface distortion as a unifying concept and descriptor in oxygen reduction reaction electrocatalysis[END_REF][START_REF] Yang | Structure of dealloyed PtCu3 thin films and catalytic activity for oxygen reduction[END_REF] .

Next year, in 2016, Holade and colleagues addressed the synthesis of PdM/C (M= Fe, Mn) nanoalloys for the oxygen reduction reaction in alkaline medium via bromide exchange [START_REF] Holade | Facile synthesis of highly active and durable PdM/C (M= Fe, Mn) nanocatalysts for the oxygen reduction reaction in an alkaline medium[END_REF] . The best results were achieved with PdFe/C because it reached a limit current density of -6.5 mA/cm 2 at 0.5 V vs. RHE, which was bigger than that achieved with PdMn/C nanoalloy. The improvement in the electrocatalytic activity, in comparison with others Pd based nanoalloys, were attributed to the absence of any organic contaminants or ligands on the surface of the material following their methodology of synthesis.

In 2017, Abo and Ibrahem used a modified polyol reduction method to prepare Csupported PdNi nanoalloys [START_REF] Zeid | Preparation, characterization and electrocatalytic activity for oxygen reduction reaction in PEMFCs of bimetallic PdNi nanoalloy[END_REF] . TEM characterization revealed spherical particles with diameters between 20-50 nm, distributed in non-homogeneous manner with some agglomerations. They used the RDE technique to study the electrocatalytic properties of those materials. It was concluded that the nanoalloy calcined at low temperature (300°C)

was the one with the highest activity against the oxygen reduction reaction thanks to its smaller particle size and greater electroactive surface.

The development of more active and stable nanoalloys for the ORR is desirable for the commercial application of fuel cells technology. In 2017, Zhang and collaborators reported the synthesis of PdCo nanoparticles encapsulated in N-doped porous carbon [START_REF] Zhang | Facile synthesis of N-doped porous carbon encapsulated bimetallic PdCo as a highly active and durable electrocatalyst for oxygen reduction and ethanol oxidation[END_REF] .

The support effectively prevented the agglomeration and dissolution of the nanoalloys particles during fuel cell operation. The peak potential for the ORR in the PdCo/Ndopped carbon were slightly more positive (0.902 V vs. RHE) than that of commercial Pt/C (0.899 V vs. RHE). Authors attributed the excellent electrocatalytic performance to the synergistic effect between structures and chemical composition.

Silver and its alloys are stable and active against the oxygen reduction reaction in alkaline medium. In addition, the price of silver is more than 50 times less than that of platinum, which makes it an attractive candidate. The improvement of the catalytic activity of silver alloying it in the nanometric scale has taken great relevance to minimize the cost of batteries and alkaline cells. Like the previous materials, silver alloys usually present a synergistic effects between their components [START_REF] Ellert | Bimetallic nanoalloys in heterogeneous catalysis of industrially important reactions: synergistic effects and structural organization of active components[END_REF][START_REF] Dai | Metallic nanocatalysis: an accelerating seamless integration with nanotechnology[END_REF] .

Nanoparticles of AgAu alloys partially capped with 1-dodecine were synthesized in 2015 by Hu et. al [START_REF] Hu | Electrocatalytic activity of alkynefunctionalized AgAu alloy nanoparticles for oxygen reduction in alkaline media[END_REF] . The AgAu nanoalloy with 33.5% of gold showed a higher activity for the ORR, due to the higher onset potential, number of electrons transferred and kinetic current. The above is attributed to a better adsorption of oxygen on the catalyst surface.

In addition to the previously mentioned metals, silver has also been alloyed with non-noble metals such as Co [START_REF] Zafferoni | Synergy of Cobalt and Silver Microparticles Electrodeposited on Glassy Carbon for the Electrocatalysis of the Oxygen Reduction Reaction: An Electrochemical Investigation[END_REF][53] and Ni [START_REF] Song | Bimetallic Ag-Ni/C particles as cathode catalyst in AFCs (alkaline fuel cells)[END_REF] , giving comparable results to the Pt/C electrode as electrocatalysts for the ORR.

Since its discovery, gold catalysts have received an increasing interest and they enabled to successfully carry out many (electro)chemical reactions [START_REF] Freakley | Gold catalysis: a reflection on where we are now[END_REF][START_REF] Zhang | Composite of Au-Pd nanoalloys/reduced graphene oxide toward catalytic selective organic transformation to fine chemicals[END_REF] . It is known that gold, either alone or in combination with other metals, is an excellent electrocatalyst in redox reactions, thanks to its great chemical stability in the water potential window and its resistance to the formation of oxides. Gold is also ca. 10 times more abundant than Pt and Pd in the Earth's crust and under less pressure of usage than Ag 97 . Even though, of course, alloying gold to other elements has multiple assets.

There are reports about the synthesis of gold bimetallic nanoalloys in combination with metals such as Pt [START_REF] Ganesh | One pot aqueous synthesis of nanoporous Au85Pt15 material with surface bound Pt islands: an efficient methanol tolerant ORR catalyst[END_REF][START_REF] Joshi | Tailoring the structure and electronic properties of platinum and gold-platinum nanocatalysts towards enhanced O2 activation[END_REF] and Pd [START_REF] Chen | Gold-catalyzed formation of core-shell gold-palladium nanoparticles with palladium shells up to three atomic layers[END_REF] , which have presented good catalytic activities against the ORR. In addition, the synthesis of bimetallic nanoparticles on a carbon support can be carried out in a single step [START_REF] De Yuso | Optimization of the synthesis of Pd-Au nanoalloys confined in mesoporous carbonaceous materials[END_REF] . However, using a combination of these two noble metals increases the cost of the resulting material.

Since oxygen is not absorbed so strongly on gold's surface, this metal is usually alloyed with other low-cost metals to modify its electronic structure and enhance the In 2018, Wang and colleagues reported, for the first time, the synthesis of AuCu aerogels and their application as electrocatalysts in the oxygen reduction reaction [START_REF] Wang | Gold-Copper Aerogels with Intriguing Surface Electronic Modulation as Highly Active and Stable Electrocatalysts for Oxygen Reduction and Borohydride Oxidation[END_REF] . The material with proportions Au52Cu48 presented specific and mass activities 4.5 and 6.3 times higher than those obtained with the Pt/C, as well as stability after 10,000 cycles.

The synergistic effect in the material was attributed to the change in the gold band-d center because of the insertion of copper.

Another proof of this was published in 2018, when Kohei and collaborators synthetized an AuIr solid solution nanoalloy via chemical co-reduction [START_REF] Kusada | Emergence of high ORR activity through controlling local densityof-states by alloying immiscible Au and Ir[END_REF] . X-ray measurements showed that lattice constant linearly decreased with increasing Ir content, following Vegard's Law. To investigate the activity towards the ORR of this nanoalloy, rotating disk electrode tests were made. Au0.5Ir0.5 catalyst began to catalyze the reaction at 1.0 V vs. RHE, which is comparable to the onset potential of the commercial Pt/C, however, the kinetic current density was a little lower on Au0.5Ir0.5 than that on Pt/C.

Tafel slopes on Au0.5Ir0.5 and Pt/C were similar, 61.7 and 64.2 mV/dec, respectively.

These strategies demonstrate that AuM nanostructures can outperform Pt for alkaline ORR. However, it is no secret that dendritic and aerogel-based nanostructures are not easy to implement in real fuel cell electrodes without substantial loss of apparent activity, as demonstrated for Pt-based PEMFC electrodes [START_REF] Ly | Integrating nanostructured Pt-based electrocatalysts in proton exchange membrane fuel cells[END_REF] . So, it is wise, also, to search for advanced carbon-supported Au-based electrocatalysts, that could substitute Pt-based ones.

As mentioned, to improve the electron transfer kinetics in the oxygen reduction reaction it is necessary to use electrocatalysts capable of carrying out this reaction with a lower overpotential. However, most of these materials are made from platinum, which raises the important issues of the cost of the devices and the availability of its constitutive materials. Functional materials have taken special attention because they combine the properties offered by their components. They generally consist of a support on which an electrocatalyst is deposited.

The catalyst must be electrochemically active for the oxygen reduction reaction and chemically stable in the reaction medium. The nanoalloys with noble and non-noble metals have shown to satisfy the above requirements to be applied as cathodes in fuel cells. Most of the research have been focused on the combination of noble metals such as Pt, Pd, and Ag with non-noble metals such as Fe, Co, and Ni. The application of Aubased bimetallic nanoalloys to the ORR is low. However, gold having a greater electronegativity than platinum, it would be expected a greater binding effect to be reduction reaction, not to speak from its 10 times larger availability in the Earth's crust.

Considering the above, this work proposes the synthesis and characterization of

AuM nanoalloys (M = Fe, Co, and Ni) supported on carbon black, and its application as electrocatalyst for the oxygen reduction reaction in alkaline electrolyte.

HYPOTHESIS

For this work, we postulate that the presence of Fe, Co, and Ni increases the catalytic activity of the gold for the oxygen reduction reaction. This hypothesis will be tested hereafter.

OBJECTIVES GENERAL OBJECTIVE

Synthesize and characterize AuM bimetallic nanoalloys (M = Fe, Co, and Ni) supported on carbon black, and evaluate their electrocatalytic activity for the oxygen reduction reaction in alkaline fuel cells.

SPECIFIC OBJECTIVES

1. Synthesize Carbon-supported AuM bimetallic nanoalloys (M = Fe, Co, and Ni).

2. Characterize morphologically, chemically and crystallographically the materials synthesized by transmission electron microscopy (TEM), energy dispersive Xray spectroscopy (X-EDS), inductively coupled plasma-mass spectroscopy (ICP-MS), X-ray photoelectron spectroscopy (XPS), and X ray diffraction (XRD). The description of the reagents used, the equipment, as well as analytical and experimental procedures followed in this investigation are detailed in this section, to clearly describe the conditions and purposes in each stage. -Solution B: NaBH4 dispersed in 0.1 M AOT dissolved in n-heptane. The molar ratio of metals:NaBH4 was equal to 1:30.

Preparation of carbon-supported

Equal volumes of solutions A and B were mixed under vigorous stirring for 30 min.

Then, an appropriate amount of Cblack was added to the solution and stirred for 2 h. The resulting black powders were filtrated, washed repeatedly with water and ethanol, and dried at 80°C overnight.

Different surfactant molar ratios (R-w) were tested by varying the volume of solutions A and B as showed below.

R-w

Vsolution A (mL) Vsolution B (mL)

5 25 25
The materials were subjected to heat treatments under H2 2%/Ar atmosphere at 250°C (Nabertherm RS 80/300/13 Tube furnace, Bremen, Germany) during 2 h.

X-ray diffraction (XRD)

Crystallographic studies and phase determination were made by X-ray diffraction (XRD) using two equipment.

• For EG, S and HT materials: XRD (Bruker 2D Phaser, Billerica, Massachusetts, USA) at room temperature, using Cu-Kα (λ = 1.5418 Å) radiation. X-ray scans were carried out from 5° to 90° in 2θ, in steps of 0.5° and time of 0.5 s. Also, a fluorescence filter was applied to the detector.

• For MO materials: XRD (PANalytical X'Pert PRO, Malvern, Worcestershire, UK) at room temperature. X-ray scans were carried out from 10° to 100° in 2θ, in steps of 0.039°.

Vegard's law calculations were made to estimate the molar fraction of Fe, Co, and Ni present on the nanoalloys, while Scherrer equation was used to estimate the crystallite size.

Transmission electron microscopy with energy-dispersive X-ray spectroscopy

The obtained carbon-supported nanoparticles shape, size, size distribution, and local chemical analysis were studied with a transmission electron microscope, TEM (JEOL 2010 TEM, 200 kV, point to point resolution 0.19 nm), coupled with an energydispersive X-ray spectroscopy detector, X-EDS (INCA Energy TEM 100X). For this purpose, one drop of the catalyst slurry (same ink as used for electrochemical experiments, see hereafter) was placed on a copper TEM grid, followed by drying at room temperature.

Inductively coupled plasma mass spectrometry

Inductively coupled plasma mass spectrometry, ICP-MS (NexION 2000, PerkinElmer, Waltham, MA, USA), was used to determine the catalysts composition, analyzes were made in standard mode with calibration using an internal standard (Rh-103). For that purpose, 3 mg of the catalysts materials were previously digested in 10 mL of aqua regia, with the help of a microwave digestion system. The obtained solutions were appropriately diluted for the measurements.

X-ray photoelectron spectroscopy

X-ray photoelectron spectroscopy, XPS patterns were obtained using a Thermo Scientific K-alpha spectrometer with a monochromate Al X-ray source (hν = 1486.6 eV; spot size 400 μm). Pass energies of 30 and 100 eV were used to record the core level and the survey spectra, respectively. All spectra were acquired using an electron flood gun to compensate possible positive charge accumulation during measurements. The obtained spectra were de-convoluted and fitted using Thermo Scientific Advantage Software.

Electrochemical measurements

Electrochemical tests were carried out in a standard three-electrode cell connected to an electrochemical station (VMP2, BioLogic Science Instruments, Seyssinet-Pariset, France) with a glassy carbon plate as the counter electrode and a Hg/HgO (0.1 M KOH) as the reference electrode; all the potential values are nevertheless expressed on the reversible hydrogen electrode (RHE) scale (equation 5). Equation 5The whole cell (and any glassware used for the experiments) was previously soaked in concentrated Caro's acid overnight and thoroughly rinsed with ultrapure water (18.2 MΩ cm, < 3ppb total organic carbon) prior any experiment. The working electrode was a glassy-carbon rotating ring-disk electrode (GCE, diameter: 5 mm, area: 0.2 cm 2 ) from Pine instruments, onto which a thin-film of the desired electrocatalyst was formed. To that goal, all the synthesized materials were ultrasonically dispersed, along with an amount of Nafion® 117 (powder:Nafion 1:1 mass ratio), in ethanol:water (90:10 volume ratio) solution. Afterward, two drops of 5 µL of this ink were deposited onto the surface of the glassy carbon electrode. The total metal loading of each nanoalloy on the galssycarbon electrode was fixed at 10 µg cm -2 .

Cyclic voltammetry

The electrochemical behavior of the carbon-supported nanoalloys was tested by cyclic voltammetry (CV) in Ar-saturated 0.1 M KOH from 0.032 to 1.032 V vs. RHE, at a scan rate of 50 mV s -1 , from which the electrochemical surface area (ECSA) of the electrocatalysts were determined. For this purpose, the Au-oxide reduction peak coulometry is integrated, and the ECSA is calculated as follows (equation 6), Equation 6where Q is the total charge for the reduction of Au-oxide (mC), 0.386 is a constant assuming that a monolayer of Au oxides was formed (mC cm -2 ), XAu is the mass of Au loading (µg), and 100 is a conversion factor.

Rotating ring-disk electrode technique

The electrocatalytic performance towards ORR was measured by cyclic voltammetry in O2-saturated 0.1 M KOH from 1.032 to 0.032 V vs. RHE, at 5 mV s -1 and rotation speeds of 225, 400, 625, 900, 1225, and 1600 rpm. From this data, kinetic markers of the ORR were determined: the onset potential and the half-wave potential of ORR. The onset potential was determined as the potential measured for a faradaic current density of -0.1 mA cm -2 on the ORR polarization plot recorded at 1600 rpm. The half-wave potential was determined as the potential when the current is the half of the limiting current (also on the plot at 1600 rpm). The ring electrode was subjected to chronoamperometry at 1.032 V vs. RHE, to detect HO2 -anions possibly formed at the Au-M/C disk.

Accelerated degradation test

Finally, the electrocatalytic stability of the materials was tested. For this purpose, the electrocatalysts were subjected to an accelerated degradation test (ADT), consisting of 5,000 continuous cycles of CV between 0.5 and 1 V vs. RHE with a scanning rate of 100 mV s -1 in an O2-saturated 0.1 M KOH, at room temperature. ECSAs and ORR polarization curves at 1600 rpm of the materials before and after the potential cycling were measured to evaluate the fate of each electrocatalyst upon the AST.

Disposal of the generated waste

The disposal of all waste, both chemical substances and disposable material, generated throughout this work was done in accordance with current regulations of the School of Chemistry, UANL, and of the Laboratory of Electrochemistry and Physical-Chemistry of Materials and Interfaces, UGA.

CHAPTER 3: RESULTS

In this chapter will be presented the results obtained during the research project. For a better understanding of them, the samples of developed materials will be identified as follows:

-AuNi/C-EG-3.3: carbon-supported AuNi nanoalloy prepared via ethylene glycol stabilization method, using 3.3 mL of Ni precursor.

-AuNi/C-EG-5: carbon-supported AuNi nanoalloy prepared via ethylene glycol stabilization method, using 5 mL of Ni precursor.

-AuNi/C-EG-10: carbon-supported AuNi nanoalloy prepared via ethylene glycol stabilization method, using 10 mL of Ni precursor.

-AuCo/C-EG-3.3: carbon-supported AuCo nanoalloy prepared via ethylene glycol stabilization method, using 3.3 mL of Co precursor.

-AuCo/C-EG-5: carbon-supported AuCo nanoalloy prepared via ethylene glycol stabilization method, using 5 mL of Co precursor.

-AuCo/C-EG-10: carbon-supported AuCo nanoalloy prepared via ethylene glycol stabilization method, using 10 mL of Co precursor.

stirring method at room temperature.

-AuCo/C-S: carbon-supported AuCo nanoalloy prepared via aqueous solution stirring method at room temperature.

-AuNi/C-S: carbon-supported AuNi nanoalloy prepared via aqueous solution stirring method at room temperature.

-Au/C-HT: carbon-supported Au via hydrothermal method.

-AuFe/C-HT: carbon-supported AuFe nanoalloy prepared via hydrothermal method.

-AuCo/C-HT: carbon-supported AuCo nanoalloy prepared via hydrothermal method.

-AuNi/C-HT: carbon-supported AuNi nanoalloy prepared via hydrothermal method.

-AuNi/C-MO-ap: carbon-supported AuNi nanoalloy prepared via reverse microemulsion Rw-5 as prepared.

-AuNi/C-MO-2h: carbon-supported AuNi nanoalloy prepared via reverse microemulsion Rw-5 with heat treatment at 250°C for 2 h.

Carbon-supported nanoalloys prepared via ethylene glycol stabilization method

The carbon-supported AuCo and AuNi nanoalloys prepared by ethylene glycol stabilization method were firstly characterized by powder X-ray diffraction. In Figure 4, it is possible to see that all samples crystallized in a typical face-centered cubic structure (FCC). The diffraction peaks located at 38.17°, 44.37°, 64.55°, 77.53°, and 81.69° in 2θ are assigned to {111}, {200}, {220}, {311}, and {222} crystallographic planes of Au.

The signal at 26.6° in 2θ corresponds to the {002} family of planes of graphite. There are no diffraction peaks different from those of Au in Figures 4a and4b; so, no crystalline secondary phases of the co-metals or impurities are discarded for the EGstabilization method (some could be present in amorphous state, though). Making an approaching between 36° and 40° in 2θ, figure 5b show that the diffraction peak angle for the (111) family of planes of AuNi/C-EG-10 were slightly higher compared to pristine Au. This can be explained because nickel (1.62 Å) has atomic ratio smaller than gold (1.79 Å). A wider diffraction peak is also observed for this material, Bragg's Law (equation 7) is a well-studied principle that provides the condition for a plane wave to be diffracted by a family of lattice planes: *For the atomic percentage by ICP-MS, only the proportion of metals was considered. In the percentage by weight, the carbon support was also considered.

As shown in table 2, all the atomic percent calculated with Vegard's Law are lower than the atomic percent determined by ICP-MS. What is true is the trend, that is, by using a greater volume of solution, the fraction of Co or Ni that is incorporated into the Au network increases. As expected, only the AuNi/C-EG-10 sample has a non-negligible amount of Ni that was incorporated to the lattice of gold. These results agree with the behavior seen by X-ray diffraction.

Scherrer equation (equation 9) is a useful mean to estimate the crystallite size of polycrystalline materials [START_REF] Miranda | The limit of application of the Scherrer equation[END_REF] .

Equation 9

where, is the mean size of the crystal, is a shape factor, is the X-ray wavelength, is the line broadening at half the maximum intensity, and is the Bragg angle. In this work, only the diffraction signal at 38.18° in 2θ was used to calculate the crystallite size.

The results of the crystallite size will be presented, and discussed, along with the data obtained with transmission electron microscopy. The decrease in the diameters of the particles is linked to the increase of the volume of the precursor solution, as in that case, the concentration of the ions decreases [START_REF] Kharissova | The greener synthesis of nanoparticles[END_REF] . Ethylene glycol is a polyalcohol with three hydroxyl groups that can act as stabilization agents avoiding the nanoparticle stacking [START_REF] Yan | Glycerol-stabilized NaBH4 reduction at room-temperature for the synthesis of a carbon-supported PtxFe alloy with superior oxygen reduction activity for a microbial fuel cell[END_REF] . That is why, even though the materials obtained with EG-stabilization synthesis have large average sizes, they are not so agglomerated. The electrochemical behavior of the electrocatalyst was first tested in three-electrode cell configuration. Figure 7 displays the cyclic voltammogram recorded in alkaline media. In all cases, it is feasible to notice current peaks corresponding to gold oxidation on the forward (positive) scan (a broad and slight peak at 1.29 V vs. RHE), and its reduction on the reverse (negative) scan at around 1 V vs. RHE.

In figures 7a and 7c it can also be noticed the presence of current peaks located at 0.53 V and 0.89 V vs. RHE, that are assigned to cobalt species on the surface. In addition, figure 7d shows a pair of redox peaks at 1.55 V vs. RHE in the forward scan related to the conversion of β-Ni(OH)2 to NiOOH, and its reduction at 1.41 V vs. RHE in the reverse scan. This shows that for this material, the amount of Ni present is sufficient to have surface nickel atoms on the AuNi particles, the Ni atoms being in the form of (oxy)hydroxides.

Integrating the area of the gold oxide reduction (around 1 V vs. RHE) enables the determination of gold ECSA (in these calculations, it was considered that the particles had a density close to that of pure gold, which seems reasonable admitting their Au-rich composition -Table 3).

Table 3 shows that the active areas oscillate between 1.54 and 3.92 cm 2 g -1 Au, somewhat smaller than for other works [61][START_REF] Wang | One-Pot Synthesis of Dealloyed AuNi Nanodendrite as a Bifunctional Electrocatalyst for Oxygen Reduction and Borohydride Oxidation Reaction[END_REF][START_REF] Gong | Highly efficient AuNi-Cu2O electrocatalysts for the oxygen reduction and evolution reactions: Important role of interaction between Au and Ni engineered by leaching of Cu2O[END_REF][START_REF] Wang | Gold-Copper Aerogels with Intriguing Surface Electronic Modulation as Highly Active and Stable Electrocatalysts for Oxygen Reduction and Borohydride Oxidation[END_REF] , in agreement with the large particles size (and/or nonnegligible extent of agglomeration, for some samples).

To evaluate the ethylene glycol-prepared material's electrocatalytic activity towards the ORR, hydrodynamic polarization plots were acquired in the rotating disk electrode setup. Figure 8 displays the RDE polarization curves in alkaline media at 5 mV s -1 . It is possible to notice a faradic reaction starting at different potentials (around 0.8 V vs.

RHE), corresponding to the oxygen reduction reaction. The curves for the various revolution rates of the RDE show well-defined limiting currents, highlighting that the ORR at these catalysts is mass-transport limited at sufficiently large overpotential values; on the contrary, at low overvoltage, the curves are all superposed, signing the charge transfer limitation, which enables accessing the intrinsic ORR kinetics of the materials.

Table 3 summarizes the values of the two kinetics markers chosen in this work: the onset potential (potential measured for a faradaic current density of -0.1 mA cm -2 on the ORR polarization plot recorded at 1600 rpm), and half-wave potential (potential when the current is the half of the limiting current, on the plot at 1600 rpm).

As it is known, the onset potential (Eonset) and the Gibbs free energy are closely related.

The more positive the starting potential, the more negative the Gibbs free energy 75 .

Table 3 highlights that the ORR is thermodynamically favored in the following

descending order: AuNi/C-EG-10 > AuCo/C-EG-10 > AuCo/C-EG-3.3 > AuCo/C-EG-5 > AuNi/C-EG-5 > AuNi/C-EG-3.3.
The half-wave potential (E1/2) is also a good marker of the ORR kinetic activity, its value being independent of the analyte concentration. Table 3 The electrocatalytic stability of the materials is also an essential parameter for practical applications. Figure 9 As illustrated in Figure 9b, after the 5,000 cycles of ADT, the AuCo/C-EG-10 material does not well retain its catalytic activity: it shows 54 and 43 mV negative shifts for Eonset and E1/2, respectively. On the other hand, as shown in Figure 9d, the AuNi/C-EG electrocatalyst better keeps its catalytic activity; it presented negative shifts of 16 and 32 mV for Eonset and E1/2, respectively. This enhanced stability of the Ni-containing sample originates from the considerably more positive Nernst potential for Ni than for Co, making Ni more stable to corrosion [START_REF] Han | Oxygen reduction activity and stability trends of bimetallic Pt0.5M0.5 nanoparticle in acid[END_REF] .

Figure 10 shows the 4f core-level (CL) spectra of AuNi/C-EG-10 initial, and AuNi/C-EG-10 after 5,000 cycles of ADT. Pure gold (red-dashed line, see figure 24) displays a doublet at binding energies of 88.1 and 84.5 eV, which are assigned to Au 4f5/2 and Au 4f7/2, respectively, and both corresponds to zero-valent Au 0 77-78 . After the alloying with Ni, the AuNi/C-EG-10 CL spectrum shows two sharp peaks located at binding energies of 88.0 and 84.3 eV related to Au 4f5/2 and Au 4f7/2, respectively. This negative shift in the binding energy proves that the AuNi/C-EG-10 exists in nanoalloy form [START_REF] Duan | Nanoporous PdCr alloys as highly active electrocatalysts for oxygen reduction reaction[END_REF] . More critical, previous works showed that these shifts in the binding energy indicate a change in the d-band structure of Au [START_REF] Wang | AuCu intermetallic nanoparticles: surfactant-free synthesis and novel electrochemistry[END_REF][START_REF] Yang | A detailed study of Au-Ni bimetal synthesized by the phase separation mechanism for the cathode of low-temperature solid oxide fuel cells[END_REF] . When the CL shifts to lower values, the d-band center presents a positive shift of the Fermi level, which will result in a better adsorption of oxygen-containing species onto the gold surface and better electrocatalytic activity towards the ORR [START_REF] Lima | Catalytic activity-d-band center correlation for the O2 94 reduction reaction on platinum in alkaline solutions[END_REF][START_REF] Wu | Activity trends of binary silver alloy nanocatalysts for oxygen reduction reaction in alkaline media[END_REF] , being admitted that pure Au does not bind oxygen enough strongly to be really ORR active. After the 5,000 cycles of ADT, the CL of AuNi/C-EG shifted to more positive values than those for AuNi/C-EG, explaining the decrease in the electrocatalytic activity. By lineal regression, it is possible to determine the intercept which is equal to the inverse of the kinetic density current. Then, the Jk (mA cm -2 ) can be calculated. Figure 15d shows the Jk versus potential variation. With all the information so far, it is possible to observe that the ORR electrocatalytic activity decreases in the following order:

AuNi/C-S > AuFe/C-S > AuCo/C-S. Figure 16b showed that AuFe/C-S did not suffer appreciable losses in terms of onset potential and half-wave potential. On the other hand, in figure 16d it is possible to see that AuCo/C-S lost 43 mV of its onset potential, and 32 mV of its half-wave potential.

Finally, AuNi/C-S (figure 16f) lost 78 mV of its onset potential and 34 mV of its half wave potential.
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These results show that all the materials have poor electrocatalytic activity towards the oxygen reduction reaction. Also, if their performance is compared against the Au/C-HT electrocatalyst (figure 21, and table 5 in the next section), none of them surpassed it.

With the above in mind, in the next section, it was decided to carry out the characterization of carbon-supported AuFe, AuNi, and AuNi nanoalloys prepared via the hydrothermal method. 

Carbon-supported nanoalloys prepared via hydrothermal method

To have a reference point and compare the electrocatalytic activity of all materials, Au/C was synthesized via the hydrothermal method.

Figure 17 shows the C-supported nanoalloys prepared via hydrothermal. First, in figure 17a it is feasible to observe that Au/C-HT crystallized in the typical FCC-structure, and almost all the diffraction signals are attributed to pure gold, which indicates that no impurities are present (at least not above at 5 wt.%). The only reflection other than gold is the peak at 26.6° in 2θ that corresponds to the {002} family of planes of graphite from the carbon support.

Figures 17b,17c, and 17d present the same reflections mentioned above. In addition, they show the diffraction signals related to Fe2O3 Maghemite (figure 17b), β-Co(OH)2 (figure 17c), and Ni(OH)2 (figure 17d). All the signals are indexed with the corresponding card.

It is worth to notice that in the case of hydrothermal prepared materials, the diffraction signals corresponding to gold and oxidized secondary phases of the transition metals are more intense than those on the stirring room-temperature prepared materials. The above may be due to the pressure and temperature conditions reached in the hydrothermal reactor, that favored the crystallinity.

Zooming between 36° and 40° in 2θ, as it is shown in figure 18, it is possible to notice that the diffraction peak angles for the (111) family of planes were slightly higher compared to pristine Au. This phenomenon was explained before. In a similar way to the intensity of signals, the shift towards higher angles was greater in the hydrothermalprepared materials than the stirring-prepared materials. As shown in figure 19, all the particles have a near-spherical morphology, and there is some agglomeration. Figure 19a is the micrograph of Au/C-HT, where it is feasible to see that 66% of the particles have diameters lower than 30 nm, with an average of 28 nm ± 20 nm (32 nm by Scherrer). Even though the average particle size measured with TEM is smaller than the average crystallite size calculated with Scherrer equation, if compared along with the standard deviation, the diameter distribution is larger.

Figure 19b shows larger and darker particles, around which there are smaller and lighter particles. The average diameter was determined to be 17 nm ± 16 nm (18 nm by Scherrer). X-EDS analysis (not shown here) shows that the larger particles are Au-rich, and the smaller ones are Co-rich (probably composed mainly of β-Co(OH)2).

Something similar is observed in figure 19c, most of the diameters are smaller than 10 nm, with a mean of 7.4 nm ± 6.7 nm (19 nm by Scherrer). This discrepancy comes from the fact that there are Au-rich larger and darker particles, and Ni-rich smaller and lighter particles. As it has the lowest particle size, this catalyst material is expected to have good results as electrocatalyst for the ORR. Figure 21 displays the typical hydrodynamic ORR voltammetry. All the plots are nearsymmetric sigmoid-shaped waves, with a near-flat limiting current plateau after the wave. This already indicates that these catalysts lead to more evident mass-transfer limitation at large overpotential, sign of their better ORR activity than for the previous samples. Markers of table 5 confirm this qualitative observation: all the nanoalloys have better electrocatalytic activity towards the oxygen reduction reaction than for the previous catalysts and compared with pure gold.

The ORR is thermodynamically favored in the following ascending order: Au/C-HT < AuFe/C-HT < AuCo/C-HT < AuNi/C-HT. Also, the ORR is kinetically favored in the following ascending order: Au/C-HT < AuNi/C-HT < AuFe/C-HT < AuCo/C-HT. Once the K-L plots were obtained, extrapolating the line to 0, which corresponds to a theoretical infinite rotation speed, it enables to evaluate the inverse of the electronic transfer current (kinetic current, Jk), in other words, the current that would be obtained if there was absolutely no limitation by mass-transport. As it can be feasible to see in figure 23a, all nanoalloys presented a larger kinetic density current than pure gold, meaning that the electroreduction of oxygen is kinetically favored on their surface. The best result was obtained with the Co-containing nanoalloy, which is in agreement with the kinetics results observed with the half-wave potential (table 5).

The current on a ring electrode concentric to the disk electrode was also measured, and Regarding the activity towards the oxygen reduction reaction, figure 26 shows the RDE polarization curves, at 1600 rpm, before and after the ADT. As expected, all the materials tested suffered negative shifts on their electrocatalytic parameters. To compare electrochemical and electrocatalytic activity of our materials, ADT was performed on a commercial electrocatalyst Pt/C 10 wt. %. These results are shown in figure 27. As it can be seen in table 6, the more stable material is Au/C. Nevertheless, it is also the worst electrocatalyst, between this group, towards the oxygen reduction reaction. The Au's stability probably comes from the fact that oxygen species are poorly chemisorbed on its surface. Even though the Pt/Ccomm showed the third best stability, in figure 27b it is feasible to notice that the current limit, at 0.5 V vs. RHE, decreased around 1 mA cm - detachment of the Pt nanoparticles from the carbon surface, in line with earlier observations of Chatenet et.al [99][100][101] .

Once it was verified that alloying Au with metals of transition metals has positive effects, and to improve the electrocatalytic activity of this kind on materials through a better morphological control, it was decided to carry out the synthesis of carbonsupported and AuNi nanoalloys via reverse micelle microemulsion. Those results are showed in the next section. As expected, the reverse micelle microemulsion method led to the formation of smaller particles with a better size distribution than previous methodologies. As shown in figure 29a, AuNi/C-MO-ap has an average of 4 nm ± 2 nm. In figure 29b it is possible to see that particles of AuNi/C-MO-2h suffered a sintering process after the heat treatment, that is why the average increased to 5 nm ± 3 nm. As it can be seen in figure 32 and table 7, the as-prepared AuNi/C nanoalloy have better onset potential than AuNi/C-MO-2h, probably because after the heat treatment the particle size increased, and the Ni content decreased (according to Vegard's Law). Also, after the heat treatment the active area decreased probably because of the increase in the particle size seen by TEM. 78 One interesting phenomenon is that even though the as-prepared AuNi/C-MO-ap nanoalloy has a more positive Eonset that AuNi/C-MO-2h, the heat-treated material has larger E1/2 and limiting current, the above is probably because the larger particle size enhances the kinetics of charge transfer.

Carbon-supported nanoalloys prepared via reverse microemulsion method

As seen in figure 33a, AuNi/C-MO-2h has larger kinetic currents that AuNi/C-MO-ap which agrees with the half-wave potential values observed. The above probes that the ORR kinetics were favored after the heat-treatment in the region where mass-transport is less limiting. nanoalloy was successfully prepared with the ethylene glycol-stabilization method.

To properly carry out the reduction of the metal ions, and form a nanoalloy, it is important to work in alkaline environments. Otherwise, the reducing agent is decomposed, and the TM-ethylene glycoxides (that enhance the reduction of the transition metal) are not formed.

The stirring at room-temperature method allowed to obtain Carbon-supported Au:Fe 99.09:0.01, AuCo 99.1:0.9, and Au:Ni 99.5:0.5 nanoalloys, in agreement with Vegard's Law calculations. The materials presented impurities composed of Fe2O3 Maghemite, Co(OH)2, and Ni(OH)2, respectively. Despite not having X-ray photoelectron spectra, it can be said that the materials are in alloy form because the main diffraction signal of Au, the family of planes {111}, shifted to higher angles, indicating a contraction in the interplanar distance caused by insertion of smaller atoms (Fe, Co, Ni) into the Au's lattice.

Working in aqueous media, allowed us to obtain smaller and less agglomerated particles than those obtained in ethylene glycol.

In terms of electrocatalytic performance, the materials prepared via EG-stabilization and stirring at room temperature did not carry out the oxygen reduction reaction better than pure Au/C-HT. Probably because the pressure and temperature conditions of the hydrothermal method, allow to obtain more crystalline materials, with larger active area.

The hydrothermal method allowed to obtain Carbon-supported Au:Fe 99.05:0.05, Au:Co 99.5:0.5, and Au:Ni 99.1:0.9 nanoalloys, according with Vegard's Law calculations. The above is proven by XPS and XRD, since the bind energies of gold shifted to lower values, and the {111} diffraction signal shifted to higher angles.

Nevertheless, the obtained nanoalloys have impurities composed by oxidized phases of the transition metals.

Alloying Au with transition metals such as Fe, Co, and Ni by hydrothermal method, improved its catalytic activity towards the oxygen reduction reaction. Which fulfills the hypothesis of this work.

According with Vegard's Law calculations, the reverse micelle microemulsion method allowed to obtain Carbon-supported Au:Ni/C-MO-ap 98.1:1.9 and Au:Ni/C-MO-2h 98.7:1.3 nanoalloys with particle sizes smaller than ethylene glycol-stabilization, stirring at room temperature, and hydrothermal methodologies, as it was seen by TEM.

The reverse micelle microemulsion method allowed to obtain Carbon-supported Au:Ni/C-MO-ap 98.1:1.9 and Au:Ni/C-MO-2h 98.7:1.3 nanoalloys with a higher molar percent of Ni into the Au's lattice than the other methods, the above according with Vegard's Law calculations.

Despite the above, hydrothermal-prepared materials showed better electrocatalytic activity than the reverse microemulsion-prepared ones. Probably because a synergy between electronic changes, particle size and crystallinity.

As perspectives for future work, the synthesis of nanoalloys by hydrothermal method could be proposed, seeking a better control in the composition of metals. Chelating agents could be used to limit the precipitation of transition metal hydroxides by adjusting the pH to alkaline values. In addition, vary conditions such as reaction time and amount of reducing agent to optimize the co-reduction of both metals.

Another interesting strategy would be the incorporation of carbonaceous supports with electrocatalytic activity such as functionalized graphene oxides, carbon nanofibers, etc.
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  Le présent travail propose d'oeuvrer en ce sens et concerne la préparation, la caractérisation et l'application comme électrocatalyseurs d'ORR, de nanoalliages bimétalliques à base d'or supporté par le carbone : ont été synthétisés par quatre méthodes de synthèse : -Stabilisation à l'éthylène glycol -Agitation en milieu aqueux à température ambiante -Hydrothermale -Microémulsion par micelles inverses Les techniques de caractérisation utilisées étaient : -Diffraction des rayons X (XRD) -Spectrométrie de masse à plasma à couplage inductif (ICP-MS) -Microscopie électronique à transmission (MET) -Spectroscopie à rayons X à dispersion d'énergie (X-EDS) -Spectroscopie photoélectronique aux rayons X (XPS) Les activités électrochimiques et électrocatalytiques ont été évaluées par : -Voltamétrie cyclique -Electrode tournante à disque -Electrode tournante disque-anneau (dans certains cas) De plus, des tests de dégradation accélérée (ADT) ont été réalisés pour observer la stabilité des matériaux en conditions proches de celle de leur utilisation réelle. Conclusions et contributions : La méthode à l'éthylène glycol a permis d'obtenir des nanoalliages Au:Co et Au:Ni. Cela a été démontré par diffraction des rayons X, où un léger décalage du signal de diffraction principal vers des angles plus grands a été observé (par rapport au signal de Au) en raison de la contraction de la distance interplanaire de l'or due à l'insertion d'atomes plus petits. Les conditions utilisées dans le présent travail n'étaient cependant pas idéales puisqu'en n'ajustant pas le pH à des valeurs basiques, la formation d'éthylène glycoxydes des métaux de transition n'était pas favorisée, ces espèces facilitant la réduction dudit métal. De plus, au xvi pH de travail, la décomposition de l'agent réducteur NaBH4 peut se produire. Grâce à des calculs avec la loi de Vegard, il a été estimé que la teneur en Co et Ni dans l'alliage avec Au était inférieure à ce qui était théoriquement attendu, ce qui a été vérifié par ICP-MS, une technique avec laquelle la teneur réelle des trois métaux a été déterminée. En microscopie électronique à transmission il a été observé qu'en augmentant le volume des solutions précurseurs de Co et Ni, la taille des particules diminuait, ceci en raison de la diminution de la concentration en Au. De plus, la technique XPS a corroboré la formation du nano-alliage Au:Ni/C 94:6 puisque les pics correspondant aux niveaux Au 4f5/2 et Au 4f7/2 se sont déplacés vers des énergies de liaison plus faibles par rapport à l'Au pur préparé dans ce travail. De cette série de matériaux, le meilleur résultat a été obtenu avec Au:Ni/C 94:6 puisque le potentiel de départ pour l'ORR était de 0,833 V vs. RHE et le potentiel demionde était de 0,606 V vs. RHE. Par la suite, la caractérisation des nanoalliages Au:Fe, Au:Co et Au:Ni préparés par la méthode d'agitation en milieu aqueux à température ambiante a été poursuivie. Comme attendu, en ajustant le pH de la solution à 10, la précipitation d'hydroxydes de métaux de transition a été observée. Par diffraction des rayons X, le déplacement des signaux de diffraction vers des angles supérieurs en 2θ a été corroboré, ce qui indique l'alliage des métaux. Ce déplacement s'est produit dans une plus grande proportion pour Au:Co et Au:Ni que pour Au:Fe, ce qui peut s'expliquer par le fait que Au, Co et Ni partagent la même structure cristalline cubique à faces centrées (FCC), tandis que Fe a une structure cristalline cubique centrée (BCC). La présence de phases oxydées de métaux de transition tels que Fe2O3 Maghémite, β-Co(OH)2 et Ni(OH)2 a également été corroborée. Par des calculs avec la loi de Vegard, il a été estimé que les pourcentages molaires de Co et Ni étaient respectivement de 0,85% et 0,46%. Le MET et l'X-EDS nous ont permis d'observer que les particules obtenues par la méthode par agitation étaient plus petites et moins agglomérées que celles obtenues par la méthode à l'éthylène glycol, avec cependant une distribution atomique inhomogène, puisque des zones riches en Au et des zones riches en Co ou Ni. Concernant les performances électrochimiques, le meilleur électrocatalyseur était Au:Ni/C (0,46% molaire Ni) puisque son potentiel de départ et son potentiel demi-vague pour l'ORR étaient de 0,839 V vs. RHE et 0,643 V vs. RHE, respectivement. xvii En observant qu'en travaillant en milieu aqueux il y avait une diminution de la taille des particules, il a été décidé d'effectuer la caractérisation de Au:Fe, Au:Co et Au:Ni préparés par méthode hydrothermale. Par diffraction des rayons X, les deux mêmes phénomènes observés dans la méthode d'agitation ont été corroborés: le signal principal de diffraction de l'or s'est déplacé vers des angles supérieurs en 2θ (montrant l'alliage d'Au avec les métaux de transition), et la présence de phases oxydées de métaux de transition (Fe2O3 Maghémite, β-Co(OH)2 et Ni(OH)2). Un autre phénomène intéressant observé par XRD était la diminution de l'intensité des signaux de diffraction de l'Au due à la diminution de sa cristallinité, due à l'alliage avec les métaux de transition. Grâce à des calculs avec la loi de Vegard, il a été estimé que les pourcentages molaires de Fe, Co et Ni étaient respectivement de 0,04%, 0,49% et 0,84%. Encore une fois, on observe que Fe est celui qui est incorporé dans une proportion plus faible que Co et Ni en raison de la différence de leur structure cristalline. Comme prévu, les tailles de particules de Au:Co et Au:Ni étaient plus petites par rapport aux deux méthodes précédentes, ce qui a été corroboré par MET. L'analyse élémentaire par X-EDS a de nouveau mis en évidence la formation de zones riches en Au, et de zones riches en Co ou Ni, ces dernières probablement composées de β-Co(OH)2 ou Ni(OH)2, respectivement. En XPS, le décalage négatif des énergies de liaison des niveaux Au 4f5/2 et Au 4 f7/2 d'Au a été observé pour alliage avec Fe, Co et Ni ; ce décalage produit un changement du centre de la bande d par rapport au niveau de Fermi, ce qui favorise l'adsorption d'O2 sur la surface de Au, augmentant ainsi ses performances en tant qu'électrocatalyseur de la réaction de réduction de l'oxygène. La technique de l'électrode à disque tournant a permis de démontrer qu'en alliant Au avec des métaux tels que Fe, Co et Ni par la méthode hydrothermale, son activité électrocatalytique augmente vis-à-vis de la réaction de réduction de l'oxygène dans l'électrolyte alcalin, confirmant ainsi l'hypothèse initiale de ce travail. Le meilleur résultat a été obtenu avec Au:Ni/C (0,9% molaire Ni) dont les potentiels initial et demi-vague étaient de 0,874 V vs. RHE et 0,663 V vs. RHE, respectivement. Sachant que l'alliage Au:Ni présentait les meilleurs résultats électrocatalytiques, une voie a été recherchée pour améliorer ses caractéristiques morphologiques et structurelles, pour laquelle ledit matériau a été préparé par la méthode de la microémulsion avec des micelles inverses, suivie d'un traitement thermique sous atmosphère réductrice. La diffraction des xviii rayons X et la spectroscopie photoélectronique des rayons X ont montré l'alliage des métaux dû aux phénomènes décrits dans les paragraphes précédents. Les estimations du pourcentage atomique de Ni, avant et après traitement thermique, par la loi de Vegard étaient respectivement de 1,2% et 1,3%, cette diminution de la teneur en Ni suggère une augmentation de l'ordre à longue distance de l'Au, due au traitement thermique. Après le traitement thermique, les particules ont subi un processus de frittage, c'est pourquoi leur taille est passée de 4 nm à 5 nm. Le potentiel de demi-vague pour l'ORR est plus positif après traitement thermique, indiquant que l'augmentation de la cristallinité et de la taille des particules favorise la cinétique de réaction de transfert de charge en diminuant les joints de grains. xix TABLE OF CONTENTS CHAPTER 1: INTRODUCTION AND BACKGROUND .................................................... INTRODUCTION .............................................................................................................. BACKGROUND ................................................................................................................ HYPOTHESIS .................................................................................................................. OBJECTIVES ................................................................................................................... GENERAL OBJECTIVE .............................................................................................. SPECIFIC OBJECTIVES ............................................................................................. CHAPTER 2: MATERIALS AND METHODS .................................................................. 2.1 Project development location ...................................................................................... 2.2 Materials and methods ...........................................................................................
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  23 V. In a fuel cell, the apparent voltage comes from the difference of the thermodynamic potential at the two electrodes, each of them being altered by the activation overpotential, the ohmic overpotential and the mass-transport overpotential. The thermodynamic potential is governed by the Nernst equation. The activation potential depends on the electrode kinetics (current flow) and the overpotential associated with the catalyst intrinsic activity (slow mainly for the oxygen reduction reaction, ORR). The accessibility to reactants (mass-transfer) drives the mass-transport overpotential. Finally, the ohmic overpotential is governed by the insufficient conductivity of the electrolyte membrane, but also to the contacts resistances and bulk conductivities between/of the electrode and current collector materials.

a)

  Completely phase-segregated NA, where the different phases share either an extended interface or a very limited number of heterometal bonds. b) Mixed NA with chemical ordered or random structures. c) Core-shell NA with single or multiple shell structures.
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 22 Figure 2. Graph of Gibbs free energy for equation 3 against the standard reduction potential for equation 4

  with the Molecular Orbital theory, the metal d-band hybridizes with the bonding (σ) orbital of the adsorbate to form a filled, low-lying (d-σ) bonding molecular orbital, and a partially-full (d-σ)* antibonding molecular orbital, as shown in figure3[START_REF] Hammer | Why gold is the noblest of all the metals[END_REF] . The extent of filling of the antibonding orbitals is determined by the electronic structure of the metal at the surface. The more the (d-σ)* state is filled, the larger the destabilization of the metaladsorbate interaction. The location of the d-band center matches with the extent of filling of the antibonding molecular orbital (d-σ)*.

Figure 3 .

 3 Figure 3. Representation of the metal d-band/adsorbate σ orbital interaction, and formation of (d-σ) and (dσ)* molecular orbitals.

  Synthesis of a highly durable and activePtNi nanoparticles coated with a N-doped carbon shell by thermal annealing. The Pt's specific activity increased 11.4 times after the alloying and thermal annealing: PtNi/C (low Ni content) with different structures and grain boundaries. Electrochemical tests showed that highly defective nanostructures enhance the ORR specific activity. Pt/C commercial: 21 A/mgPt Hollow PtNi/C: 61 A/mgPt Sea sponge PtNi: 122 A/mgPt 2017 PtNi/C Hydrothermal synthesis of PVP-stabilized PtNi supported on hollow carbon nanospheres. The authors emphasize that annealing and COstripping treatments enhance the catalytic towards the ORR, which was demonstrated with a more positive onset and peak potential compared with PtNi-not treated and Pt/C catalysts. 2017 PtNi Synthesis of PtNi/Pt(111) by thermal annealing of Ni 2+ on Pt(111). The nanoalloy annealed at 450 °C showed the best ORR activity (more positive onset potential and highest current). By increasing the temperature, electroactivity decreases, indicating that Ni sublimates or migrate to the bulk. PtFe/N-doped carbon Synthesis of PtFe nanoalloy supported on N-doped porous carbon via thermolysis. The prepared material exhibited a more positive halfwave potential and high mass activity compared with commercial catalyst. PtNi/N-C: 0.92 V, 0.533 A/mgPt Pt/C: 0.88 V, 0.175 A/mgPt 2018 P-doped PtNi Synthesis of P-doped PtNi (P-PtNi). The presence of phosphorous increases the electron density of Pt compared with PtNi, which contributes to the stabilization of the electronic structure and restrain the excessive HO2 -species produced on the surface. The P-PtNi showed about 2 times enhancement for ORR compared to PtNi and Pt/C, respectively. temperature impregnation-reduction method to synthetize C-supported PtM (M = Fe, Co, Ni). The PtNi/C (10 wt) exhibited the highest ORR performance compared even with commercial Pt/C (20 %) because of its electronic structure. Maximal activity was achieved with Pt:Ni atomic ratio 0.8/0.2 the material was also methanol tolerant. 2019 Pt3Co Electro-deposition of Pt3Co on carbon fiber paper. Time of electro-deposition plays a crucial role in the characteristics of obtained Pt3Co@CFP, the material prepared at 10 min exhibited the best ORR activity, following four electron pathway, an onset potential of 0.85 V vs. RHE at 1.0 mA/cm 2 and a Tafel slope of 63 mV/dec. 2019 Au-PtFe/C Highly ordered Au-PtFe intermetallic structure entrapped in porous carbon.

  (Fe, Co, Ni)3/C through spray dehydration and annealing. Electrochemical characterization showed that nanoalloys annealed at 600 and 700 °C carried out the ORR via four electrons. The onset potentials for ORR were: Pt(Fe, Co, Ni)/C-600 1.031 V, Pt(Fe, Co, Ni)/C-700 1.019 V, and Pt/C 1.003 V. 2019 CoPt/C C-supported Co95Pt5 nanocatalyst prepared via deposition-precipitation and CO annealing. Best results were obtained with the material treated at 470 K under CO atmosphere, because the onset potential for ORR were more positive compared with commercial Pt/C.

85 V

 85 ORR activity. Unlike Pt-based nanoalloys, for Au-based nanoalloys the aim is to increase the d-band center with respect to the Fermi level, to promote the chemisorption of oxygen-containing species on the surface of the material. In 2016, Jiali and collaborators prepared AuNi dendrites by combining electrodeposition and electrochemical dealloying methods. They concluded that the presence of nickel into the gold lattice leads to a positive shift in the d-band center versus the Fermi level, which favors the absorption of oxygen species and enhances the electrochemical activity towards the ORR. The half-wave potential of the AuNi dealloyed electrocatalyst exhibits a positive shift of 27 mV with respect to the commercial Pt/C 61 . Next year, in 2017, Jiali and colleagues improved the distribution and composition of Au and Ni by developing a one-pot method to prepare dealloyed AuNi nanodendrites.The as-synthetized material showed a half-wave potential and a specific activity (at 0.vs. RHE) 81 mV more positive and 3.1 times higher than Pt/C 62 .In 2018, Gong and collaborators performed the synthesis, via one-pot hydrothermal process of CuO-supported AuNi nanoalloy[START_REF] Gong | Highly efficient AuNi-Cu2O electrocatalysts for the oxygen reduction and evolution reactions: Important role of interaction between Au and Ni engineered by leaching of Cu2O[END_REF] . To see the electrocatalytic activity of the composite, rotating disk electrode tests were made. The AuNi-CuO composite exhibited a half-wave potential of 0.82 V vs. RHE, which was the same of commercial Pt/C. Kinetic activity was determined with Tafel plots, the AuNi-CuO catalyst had a Tafel slope of 64.8 mV/dec, lower than Pt/C (80.4 mV/dec).
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 34 Determine the electrocatalytic activity of the AuM/C composites (M = Fe, Co and Ni) towards the oxygen reduction reaction by cyclic and linear voltammetry with rotating disk electrode. Perform stability tests on AuM/C composites (M = Fe, Co, and Ni) by accelerated degradation tests. CHAPTER 2: MATERIALS AND METHODS 2.1 Project development location This project was carried out at the Universidad Autónoma de Nuevo León (UANL-Mexico), and the Université Grenoble Alpes (UGA-France). Most of the synthesis procedures and crystallographic characterization were made in the Laboratory of Materials II: Energy Storage and Conversion of the School of Chemistry (FCQ, UANL). Most of the electrochemical, chemical, electronic microscopy, and morphological characterizations were made in the Laboratory of Electrochemistry and Physical-Chemistry of Materials and Interfaces (LEPMI, UGA).

  Au:Co and Au:Ni nanoalloys by ethylene glycolstabilization method Au:Co/C-EG and Au:Ni/C-EG catalysts were prepared by the so-called ethylene glycolstabilization method (EG) at room temperature, and varying the volume of the Co and Ni solutions. For this purpose, 10 mL of 0.001 M HAuCl4/EG and 3.3, 5 or 10 mL of 0.001 M CoCl2•6H2O/EG or 0.001 M NiCl2•6H2O/EG were mixed under stirring. Then, appropriate amounts of Cblack and NaBH4 were added to the solution under vigorousstirring. The molar ratio of metals:NaBH4 was fixed to 1:20 (which corresponds to a large excess of the reducer). It is worth mentioning that the pH of the solution was expected to be slightly acidic because the addition of 1 mL of 0.1 M HCl for the dissolution of HAuCl4 salt. After 4 h, black powders were collected by centrifugation, washed several times with water:ethanol 1:1 mixture, and dried at 80°C overnight.2.2.3 Preparation of carbon-supportedAu:Fe, Au:Co and Au:Ni nanoalloys by stirring method Au:Fe/C-S, Au:Co/C-S and Au:Ni/C-S catalysts were prepared by the so-called stirring method (S) at room temperature. To carry it out, 15 mL of 0.001 M HAuCl4 and 3 mL of 0.006 M FeCl3, CoCl2•6H2O or 0.006 M NiCl2•6H2O aqueous solutions were mixed under stirring, and the pH was adjusted to 10 by adding drops of a NaOH solution. Then, appropriate amounts of carbon black (Cblack) and NaBH4 were added to the solution under vigorous stirring. To promote further reduction of metallic ions, the molar ratio of metals:NaBH4 was fixed to 1:3. After 4 h, black powders were collected by centrifugation, washed several times with water:ethanol 1:1 mixture, and dried at 80°C overnight. 2.2.4 Preparation of carbon-supported Au:Fe/C, Au:Co and Au:Ni nanoalloys by hydrothermal method Au:Fe/C-HT, Au:Co/C-HT and Au:Ni/C-HT catalysts were prepared by the so-called hydrothermal method (HT). To do so, 15 mL of 0.001 M HAuCl4 and 3 mL of 0.006 M FeCl3, CoCl2•6H2O or 0.006 M NiCl2•6H2O aqueous solutions were placed into a Teflon vessel, and the pH was adjusted to 10. Then, Cblack and NaBH4 were added. As the reducing agent can decompose at high temperatures, and to boost the reduction of the metal salts, the molar ratio of metals:NaBH4 was fixed to 1:3. The above solution was transferred to a Teflon lined autoclave and heated to 180°C for 4 h (Quincy lab 20GC, Chicago, IL, USA). The resulting black powders were filtrated, washed repeatedly with water:ethanol 1:1 mixture, and dried at 80°C overnight. To compare the electrocatalytic activity of the materials, Au/C composite was prepared by adding 20 mL of 0.001 M HAuCl4 aqueous solution into a Teflon vessel, and following the procedure described above. 2.2.5 Preparation of carbon-supported Au:Ni nanoalloys by reverse microemulsion Au:Ni/C-MO catalysts were prepared by the so-called reverse microemulsion method (MO) at room temperature. The synthesis started with two solutions: -Solution A: 200 µL of 0.1 M HAuCl4 and 200 µL of 0.1 M of NiCl2•6H2O aqueous solutions dispersed in 0.1 M AOT dissolved in n-heptane.
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 4 Figure 4. X-ray diffraction patterns of a) AuCo/C-EG and b) AuNi/C-EG nanoalloys prepared using different volume of Co or Ni precursor, respectively.

  indicating that the long-range order decreased due to the presence of Ni. For AuCo/C-EG-3.3, AuCo/C-EG-5, AuCo/C-EG-10, AuNi/C-EG-3.3 and AuNi/C-EG-5, the two previous phenomena are not observed, a possible indication that the alloying of the metals was carried out in a lesser way.
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 5 Figure 5. Zoom of X-ray diffraction patterns of a) AuCo/C-EG and b) AuNi/C-EG nanoalloys prepared using different volume of Co or Ni precursor, respectively.
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 6 Figure 6. TEM images and particle size distribution of a) AuCo/C-EG-3.3, b) AuNi/C-EG-3.3, c) AuCo/C-EG-5, d) AuNi/C-EG-5, e) AuCo/C-EG-10, and f) AuNi/C-EG-10.
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 7 Figure 7. Cyclic voltammograms of a) AuCo/C-EG-3.3 (blue line) and AuCo/C-EG-5 (dashed black line), b) AuNi/C-EG-3.3 (blue line) and AuNi/C-EG-5 (dashed black line), c) AuCo/C-EG-10, and d) AuNi/C-EG-10. Recorded in Ar-saturated 0.1 M KOH at 50 mV s -1 .

  indicates that the AuCo/C-EG-10 has the most positive value of E1/2: 0.612 V vs. RHE among the EG-synthesized materials. The materials, in descending order of the E1/2, are AuCo/C-EG-10 > AuNi/C-EG-10 > AuCo/C-EG-3.3 > AuCo/C-EG-5 > AuNi/C-EG-5 > AuNi/C-EG-3.3.
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 8 Figure 8. RDE polarization curves of a) AuCo/C-EG-3.3, b) AuCo/C-EG-5, c) AuCo/C-EG-10, d) AuNi/C-EG-3.3, e) AuNi/C-EG-5, and f) AuNi/C-EG-10 at different rotating speeds. Recorded in O2-saturared 0.1 M KOH at 5 mV s -1 .

  shows the CV and ORR polarization curves at 1600 rpm, before and after the ADT of AuCo/C-EG-10 and AuNi/C-EG-10. As shown in figures 9a and 9c, the current peaks related to the redox pairs of Co and Ni suffered a loss in intensity, indicating leaching of these transition metals. Besides, it was observed losses of 12% and 21% in the active areas (of gold) of AuCo/C-EG and AuNi/C-EG, respectively, signing a possible corrosion of the particles upon the ADT.
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 9 Figure 9. Comparison of ORR activities of AuCo/C-EG-10 and AuNi/C-EG-10 before and after 5,000 CVs; a) CV curves of AuCo/C-EG-10, b) RDE polarization curves at 1600 rpm of AuCo/C-EG-10, c) CV curves of AuNi/C-EG-10, d) RDE polarization curves at 1600 rpm of AuNi/C-EG-10. *All CVs were recorded in Ar-saturated 0.1 M KOH at sweep rate of 50 mV s 1 . All RDE polarization curves were recorded in O2-saturated 0.1 M KOH at sweep rate of 5 mV s -1 .
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 11 Figure 11. X-ray diffraction patterns of a) AuFe/C-S, b) AuCo/C-S, and c) AuNi/C-S nanoalloys prepared; and d) zoom of the diffraction patterns.
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 12 Figure 12. TEM images and particle size distribution of a) AuCo/C-S, b) AuNi/C-S.

Figure 12 shows

 12 Figure 12 shows TEM micrographs of AuCo/C-S and AuNi/C-S. The nanoparticles have

Figure 13 .

 13 Figure 13. Cyclic voltammograms of a) AuFe/C-S, b) AuCo/C-S, and c) AuNi/C-S. Recorded in Arsaturated 0.1 M KOH at 50 mV s -1 .

Figure 14d is a

  Figure 14d is a comparison between the onset potentials for the ORR, and the values are

Figure 14 .

 14 Figure 14. RDE polarization curves of a) AuFe/C-S, b) AuCo/CS, and c) AuNi/C-S at different rotating speeds. d) zoom of the RDE at 1600 rpm. Recorded in O2-saturared 0.1 M KOH at 5 mV s -1 .
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 15 Figure 15. Koutecky-Levich plots at different potentials of a) AuFe/C-S, b) AuCo/C-S, and c) AuNi/C-S. d) Kinetic current (JK) at different potentials of the above materials.
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 16 Figure 16. Comparison of ORR activities before and after 5,000 CVs of: a) CV curves of AuFe/C-S, b) RDE polarization curves at 1600 rpm of AuFe/C-S. c) CV curves of AuCo/C-S, d) RDE polarization curves at 1600 rpm of AuCo/C-S. e) CV curves of AuNi/C-S, f) RDE polarization curves at 1600 rpm of AuNi/C-S. *All CVs were recorded in Ar-saturated 0.1 M KOH at sweep rate of 50 mV s -1 . All RDE polarization curves were recorded in O2-saturated 0.1 M KOH at sweep rate of 5 mV s -1 .
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 18 Figure 18. X-ray diffraction patterns of Au/C-HT, AuFe/C-HT, AuCo/C-HT, and AuNi/C-HT
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 19 Figure 19. TEM images and particle size distribution a) Au/C-HT, b) AuCo/C-HT, c) AuNi/C-HT.
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 21 Figure 21. RDE polarization curves of a) Au/C-HT, b) AuFe/C-HT, c) AuCo/C-HT, and d) AuNi/C-HT at different rotating speeds. Recorded in O2-saturared 0.1 M KOH at 5 mv s -1 .

Figure 22 .

 22 Figure 22. Koutecky-Levich plots at different potentials of a) Au/C-HT, b) AuFe/C-HT, c) AuCo/C-HT, and c) AuNi/C-HT.

  the following equation was used to calculate the number of electrons transferred during the reaction (equation 9): shows that the binding energies of Au 4f5/2, and Au 4f7/2 shifted to lower values after the alloying process (Au/C-HT: Au 4f5/2 88.1 eV and Au 4f7/2 84.5 eV; Au:Fe/C-HT: Au 4f5/2 88.1 eV and Au 4f7/2 84.4 eV; Au:Co/C-HT: Au 4f5/2 88.2 eV and Au 4f7/2 84.2 eV; Au:Ni/C-HT: Au 4f5/2 88.0 and Au 4f7/2 84.4 eV). As previously explained, this change has been proven to cause a positive shift in the d-band center with respect to the Fermi level, which increases the chemisorption of O-containing species, and enhances the electrocatalytic activity towards the oxygen reduction reaction.
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 24 Figure 24. XPS Au 4f spectra of Au/C-HT (black line), AuFe/C-HT (red line), AuCo/C-HT (blue line), and AuNi/C-HT (green line).

Figure 25 .

 25 Figure 25. Comparison of electrochemical profiles before and after 5,000 CVs of: a) CV curves of Au/C-HT, b) CV curves of AuFe/C-HT, c) CV curves of AuCo/C-HT, d) CV curves of AuNi/C-HT. *All CVs were recorded in Ar-saturated 0.1 M KOH at sweep rate of 50 mV s -1 .

Figure 26 .

 26 Figure 26. Comparison of ORR activities before and after 5,000 CVs of: a) RDE polarization curves at 1600 rpm of Au/C-HT, b) RDE polarization curves at 1600 rpm of AuFe/C-HT, c) RDE polarization curves at 1600 rpm of AuCo/C-HT, d) RDE polarization curves at 1600 rpm of AuNi/C-HT. *All RDE polarization curves were recorded in O2-saturated 0.1 M KOH at sweep rate of 5 mV s -1 .

Figure 27 .

 27 Figure 27. Accelerated degradation tests on Pt/Ccomm. a) CV curves recorded in Ar-saturated 0.1 M KOH at 50 mV s -1 , b) RDE polarization curves at 1600 rpm in O2-saturated 0.1 M KOH at 5 mV s -1 .

Figure 28a shows

  Figure28ashows the XRD patterns of AuNi/C-MO-ap and AuNi/C-MO-2h. The

Figure 28 .

 28 Figure 28. a) X-ray diffraction patterns of AuNi/C-MO-ap and AuNi/C-MO-2h, b) zoom.

Figure 29 .

 29 Figure 29. TEM images and particle size distribution of a) AuNi/C-MO-ap, b) AuNi/C-MO-2h.

Figure 30 displays

 30 Figure 30 displays the 4f core level of AuNi/C-MO-ap and AuNi/C-MO-h. It can be

Figure 30 .

 30 Figure 30. XPS Au 4f spectra of AuNi/C-MO-ap, and AuNi/C-MO-2h. The green-dashed line corresponds to the binding energies of the Au/C-HT.

Figure 31 .

 31 Figure 31. Cyclic voltammograms of AuNi-C-MO-ap and AuNi/C-MO-2h. Recorded in Ar-saturated 0.1 M KOH at 50 mV s -1 .

Figure 32 .

 32 Figure 32. RDE polarization curves of AuNi/C-MO-ap, and AuNi/C-MO-2h. Recorded in O2-saturared 0.1 M KOH at 5 mV s -1 .

Figure 33b illustrates that

  Figure33billustrates that the ORR proceeds via pseudo-four electron in AuNi/C-MO-ap

Figure 33 .

 33 Figure 33. a) Calculated kinetic density currents (JK) and b) number of electrons transferred of AuNi/C nanoalloys prepared via reverse microemulsion.
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Table 1 .

 1 The authors attributed this to the Pt atoms segregation on the surface of the electrocatalyst, which weakens the adsorption of OH -ions.Following this trend, in 2017, Liu and collaborators prepared PtCu nanoalloys and studied their application as bifunctional catalysts for ORR and ethanol oxidation reaction (EOR)[START_REF] Liu | Monodispersed sub-5.0 nm PtCu nanoalloys as enhanced bifunctional electrocatalysts for oxygen reduction reaction and ethanol oxidation reaction[END_REF] . The synthesis was carried out by one-step hydrothermal process. They obtained polyhedrons with sizes around 5 nm, atoms with low coordination number and many defects like edges and corners, which serve as active sites for electrocatalysis. The Tafel graphs showed that Pt68Cu32 nanoalloy presented higher catalytic activity than the commercial Pt/C catalyst since it has a lower slope. Fe increases the Pt activity for ORR, which is noticed in Pt's mass activity (A/mgPt): PtFe/C: 0.08, Pt/C: 0.17, Pt2Fe: 0.30, and Pt3Fe: 0.33.Table1summarizes some reports on the synthesis and application of PtM nanoalloys as electrocatalysts for the oxygen reduction reaction. Summary of PtM nanoalloys publication for ORR

	nanoalloys, Park and collaborators, in 2013, subjected PtAu/C catalysts to thermal
	treatments at 150°C under CO or Ar atmospheres 23 . After CO treatment, the Pt surface

content of the PtAu nanoalloy enhanced from 66% to 74%, resulting in ORR mass activity enhancement of the PtAu-CO surface by 75.6% (33.2 A/gPt) with respect to 18.9 A/gPt for PtAu. In 2015, Han and collaborators indicated that stability and activity against the ORR of PtM (Fe, Co, Ni, Cu, Ru, Pd, and Ir) nanoalloys are related to the dissolution potential of the second metal 25 . When the dissolution potential of the non-noble metal tends to negative values, there is an increase in the electrocatalytic activity, but low chemical stability since it dissolves, leaving a Pt-rich surface. Of the non-noble metals tested, the best specific activities were obtained by alloying platinum with Fe, Co, and Ni. This could be explained as a function of the band-d center. The previous metals have lower electronegativities than Pt, which generates greater compression in the noble metal shell and a greater ligand effect, which decreases the d-band center of Pt, increasing its electrocatalytic activity. to Fe incorporation into the Pt lattice. Electrochemical test showed that a slight 11 incorporation of The Pt's mass activity (A/mgPt) increased when it was alloyed with different portions of Ni: Pt/C: 12, PtNi(1:1)/C: 47, PtNi(1:2)/C: 62

Table 2 .

 2 Metal content determined by Vegard's Law calculations, and ICP-MS

		Vegard's Law			ICP-MS		
		Atomic			Atomic			Weight	
		percent (%)	percent (%)		percent (%)	
	Material	Co	Ni	Au	Co	Ni	Au	Co	Ni
	AuCo/C-EG-3.3	0.2		99.6	0.4		9.0	0.01	
	AuCo/C-EG-5	0.4		99.5	0.5		9.3	0.01	
	AuCo/C-EG-10	0.6		99.3	0.7		9.2	0.02	
	AuNi/C-EG-3.3		-	99.7		0.3	9.8	0.01
	AuNi/C-EG-5		0.2	99.6		0.4	9.7	0.01
	AuNi/C-EG-10		0.8	93.6		6.4	9.6	0.19

Table 4 .

 4 Summary of active area (cm 2 ), Eonset (V), and E1/2 (V) vs. RHE with standard deviation of S-

	synthesized materials	
	Active area / cm 2	Eonset / V vs. RHE	E1/2 / V vs. RHE
	Electrocatalyst		
	± SD	± SD	± SD
	Au:Fe/C-S		
	0.090 ± 0.009	0.807 ± 0.003	0.618 ± 0.009
	99.09:0.01		
	Au:Co/C-S		
	0.485 ± 0.023	0.835 ± 0.009	0.580 ± 0.006
	99.1:0.9		
	Au:Ni/C-S		
	0.291 ± 0.011	0.839 ± 0.004	0.643 ± 0.001
	99.5:0.5		
	To have a better comparison of the electrocatalytic activity between the materials,
	Koutecky-Levich graphs were built (figure 15a, 15b, and 15c) by plotting the inverse of
	the current values as function of the inverse of the square root of the rotation speed, at
	different values of potential.		

Table 5 .

 5 Summary of active area (cm 2 ), Eonset (V), and E1/2 (V) vs. RHE with standard deviation of HT-Levich analysis allows to obtain kinetic parameters for a redox sluggish reaction, as it is the case for the ORR88 . With data from figure21, one can plot the current values as a function of the inverse of the square root of the rotation speed, at different values of potential, leading to the Koutecky-Levich plots of figure 22.

		synthesized materials	
		Active area / cm 2	Eonset / V vs. RHE	E1/2 / V vs. RHE
	Electrocatalyst			
		± SD	± SD	± SD
	Au/C-HT	0.163 ± 0.020	0.847 ± 0.012	0.640 ± 0.004
	Au:Fe/C-HT			
		0.125 ± 0.008	0.850 ± 0.007	0.675 ± 0.001
	99.05:0.05			
	Au:Co/C-HT			
		0.697 ± 0.036	0.864 ± 0.005	0.697 ± 0.010
	99.5:0.5			
	Au:Ni/C-HT			
		0.509 ± 0.007	0.874 ± 0.007	0.663 ± 0.015
	99.1:0.9			
	The Koutecky-			

Table 6 .

 6 Summary of negative changes of Eonset (V) and E1/2 (V) vs. RHE after 5,000 cycles of ADT.

	Material	Change in Eonset (V)	Change in E1/2 (V)
	Au/C-HT	-0.006	-0.006
	Au:Fe/C-HT 99.05:0.05	-0.022	-0.021
	Au:Co/C-HT 99.5:0.5	-0.027	-0.025
	Au:Ni/C-HT 99.1:0.9	-0.068	-0.044
	Pt/Ccomm	-0.030	-0.013

Table 7

 7 Summary of active area (cm 2 ), Eonset (V), and E1/2 (V) vs. RHE with standard deviation of reverse

	micelle microemulsion-synthesized materials	
	Active area / cm 2	Eonset / V vs. RHE	E1/2 / V vs. RHE
	Material		
	± SD	± SD	± SD
	AuNi/C-MO-ap		
	0.142 ± 0.018	0.843 ± 0.003	0.632 ± 0.010
	98.1:1.9		
	AuNi/C-MO-2h		
	0.126 ± 0.007	0.836 ± 0.008	0.646 ± 0.035
	98.7:1.3		

Reacción de Reducción de Oxígeno, ORR por sus siglas en inglés, reacción que se lleva a cabo en el cátodo de la celda, y que generalmente se lleva a cabo a velocidades de reacción bajas. Con el fin de eficientizar la reacción anterior, los electrodos están compuestos por materiales electrocatalizadores. A la fecha, el principal electrocatalizador utilizado para un gran número de reacciones redox es el platino, Pt, sin embargo, este se encuentra limitado en la corteza terrestre por lo que su precio es elevado; además, recientemente se ha demostrado que cuando el platino soportado cobre C es muy inestable en medio alcalino, por lo que es necesario el desarrollo de nuevos materiales electrocatalizadores que puedan llevar a cabo la reacción de reducción de oxígeno, y que sean estables químicamente en el electrolito.En el presente trabajo se propone la preparación, caracterización, y aplicación como electrocatalizadores de la ORR, nanoaleaciones bimetálicas:

Figure 17. X-ray diffraction patterns a) Au/C-HT, b) AuFe/C-HT, c) AuCo/C-HT, and d) AuNi/C-HT.

, the largest decrease among this electrocatalysts tested, a sign of non-negligible

Yin, J., Shan, S., Ng, M. S., Yang, L., Mott, D., Fang, W., ... & Zhong, C. J. (2013).Catalytic and electrocatalytic oxidation of ethanol over palladium-based nanoalloy catalysts. Langmuir, 29[START_REF] Chattot | Beyond strain and ligand effects: Microstrain-induced enhancement of the oxygen reduction reaction kinetics on various PtNi/C nanostructures[END_REF], 9249-9258.
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Where

is the interplanar spacing, is the angle between the incident plane and the lattice planes, is the wavelength, and n is the order of the reflection. It is possible to calculate the interplanar space of the nanoalloys with Equation 7.

Vegard's law (equation 8) is an approximate empirical rule. It establishes a lineal relation between the crystal lattice constant of an alloy and the concentration of the constituent elements, if the temperature is constant. Equation 8Where is the lattice constant of the alloy , is the lattice constant of the metal A, is the lattice constant of the metal B, and is the molar fraction of metal B incorporated into the crystal lattice of A.

An approximation of the molar fraction of metals (Fe, Co, Ni) that was incorporated into the Au lattice was made with equation 8. Those results are summarized in table 2.

Inductively coupled plasmamass spectrometry (ICP-MS) was performed to quantitatively determine the global Au, Co, and Ni contents of the materials on the carbon support. These results are summarized in Table 2. The concentration of Co and Ni is lower than the expected; this can be explained by two phenomena. As the pH of the solution was not fixed to 10, the NaBH4 added could have been discomposed, avoiding the reduction of the transition metals. Also, as the pH was slightly acidic, within the system could not be generated monoanions of ethylene glycol that form cobalt/nickel ethylene glycoxides, and allow to reduce the Co(II) and Ni(II) ions [START_REF] Matsumoto | Dissolution and reduction of cobalt ions in the polyol process using ethylene glycol: Identification of the active species and its role[END_REF] .

Shape, size, and particle size distribution of the catalysts onto the carbon support were investigated by TEM. As it is seen, in figure 6, all the electrocatalyst showed rather large particles (several 10 nm in diameter) with near-spherical morphology. The large size of the particles can in part be associated with the rather low specific area of the Cblack used (80 m 2 g -1 ) compared to "classical" carbon black substrates used in electrocatalysis (e.g.

Vulcan XC72: 240 m 2 g -1 ).

Figures 6a correspond to the TEM micrograph of AuCo/C-EG-3.3, and 6c of AuCo/C-EG-5; in both cases, 66% of nanoparticles have diameters lower than 60 nm, and an average of 49 ± 23 nm and 57 ± 18 nm, respectively. With Scherrer calculations, the mean crystallite sizes were 31 nm and 32 nm for AuCo/C-EG-3.3 and AuCo/C-EG-5, respectively. The results agree with the fact that the crystallite size usually is smaller to the particle size, which indirectly shows that some individual crystallites can be agglomerated into bigger (polycrystalline) particles, or that the individual crystallites can be surrounded by amorphous caps. From figure 6e, it is possible to determine that 66% of the AuCo/C-EG-10 particles have diameters lower than 30 nm, with a mean of 32 ± 21 nm. The Scherrer-calculated crystallite size was 23 nm, again, smaller that the particle size.

In comparison, figures 6b and 6d show micrographs of AuNi/C-EG-3.3 and AuNi/C-EG-5, respectively; in these cases, the average diameters are 257 nm ± 112 nm (48 nm by Scherrer), and 97 nm ± 37 nm (44 nm by Scherrer), respectively. Finally, figure 6f displays that 20% of AuNi/C-EG nanostructures are smaller than 30 nm, with an average of 44 ± 22 nm (14 nm by Scherrer). At this point, it is possible to see that best results were achieved with the AuNi/C-EG-10, the nanoalloy with the largest content of transition metal. That is why it was decided to continue with the characterization of the materials with a theoretical similar amount of transition metal than the above nanoalloy.

Carbon-supported nanoalloys prepared via stirring method

Starting with the crystallographic characterization, the picture changes for the stirring method. In figure 11a (AuFe/C-S) it is possible to distinguish a diffraction signal located at 35.77° in 2θ that is indexed with the {311} family of planes of Fe2O3 Maghemite (red arrow); this phase could have been formed, because in the synthesis the appropriate conditions were applied: alkaline media and oxidizing atmosphere (before adding the reducing agent). Also, the Fe precursor was in high concentration [START_REF] Darezereshki | Synthesis of maghemite (γ-Fe2O3) nanoparticles by wet chemical method at room temperature[END_REF][START_REF] Darezereshki | One-step synthesis of maghemite (γ-Fe2O3) nano-particles by wet chemical method[END_REF] .

Figure 11b ± 5 nm (13 nm by Scherrer).

X-EDS chemical analysis (not shown here) revealed that chemical compositions are not homogeneous for the samples, the smallest particles correspond to Co-rich or Ni-rich phases, and the largest to Au-rich phases. These M-rich phases are probably composed by β-Co(OH)2 or Ni(OH)2 in majority, in agreement with the XRD data presented above.

Figure 13 presents the electrochemical profiles of the materials prepared via stirring at room-temperature. All the voltammograms showed a current peak at around 1 V vs.

RHE in the reverse scan, related with the reduction of gold oxide.

In figure 13a (AuFe/C-S), it is feasible to notice a wide peak at 0.2 V vs. RHE that some authors relate with a pre-oxidation of the material. Table 5 shows that the HT-prepared materials have larger active area compared with Sprepared materials. The above agrees with the results obtained by TEM. Equation 10where, |ID| is the absolute value of the current measured at the disk, IR is the current measured at the ring, and N is the collection efficiency (the fraction of the material from the disk which flows past the ring electrode). In this work, the collection efficiency prescribed by the supplier was used, which is 0.25. As it is seen in figure 23b, the ORR in all the nanoalloys proceeds via a pseudo-4epathway, since the #e-is lower than 3.8. This situation can stem from two mains reasons: (i) the density of nanoparticles at the carbon surface is low (there are large areas of carbon not covered by AuM nanoparticles), carbon leading to a 2-electron ORR [START_REF] Kinoshita | Electrochemical oxygen technology[END_REF] ; and (ii) the M content of the AuM nanoparticles is low, and the behavior of Au (which leads to 2-electron ORR) is not negligible.

To better understand the enhancement in the electrocatalytic activity of gold by alloying with transition metals, X-ray photoelectron spectroscopy was performed. Figure 24