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Abstract
Thermoelectricity (TE) allows for the conversion of heat to electricity providing one possible meth-

odology for the recycling of low-grade waste heat. Despite improvements, present thermoelectric

solid materials have several limitations. Therefore, investigations of complex liquids (e.g. ionic

liquids or nanofluids) have been proposed in recent years. This work presents the elaboration of

novel ionic–liquid based magnetic complex fluids for such applications. Ionic liquids are a broad

class of liquids, that consist solely of ions, and can be liquid at room temperature, with many

properties ideal for thermoelectric materials. In addition, recent studies on aqueous nanoparticle

dispersions have demonstrated that the addition of magnetic nanoparticles (nanomagnets) can

influence the thermoelectric coefficient and enhance the liquid’s thermoelectric efficiency. It is

here thus proposed to combine the two avenues by using dispersions of nanomagnets in ionic

liquids for thermoelectric applications. In former studies, using ethylammonium nitrate (EAN)

as ionic liquid, it was shown that colloidal stability was controlled by the solid-liquid interface.

This finding was here extended to a broad range of ionic liquids with different sets of cations

and anions, defining general trends and principles for colloidal stability in ionic liquids at room

temperature. To obtain ionic liquid-based colloids, it is necessary to control the surface charge of

the nanoparticles, the nature of charged surface groups and molecules producing this superficial

charge, the nature of the counterions compensating this charge, and the route of transfer from

water (the synthesis medium for the nanoparticles) to the ionic liquid. In a second step colloidal

stability was studied in the temperature range of target thermoelectric devices (20-200◦C) for

different counterions and nanoparticle concentrations. Even if the temperature stability of

ionic liquids is one of their advantages over molecular liquids such a temperature study has

not been addressed yet. Indeed, some of the dispersions keep their stability up to 200◦C. In

this case, thermodiffusion, a property closely related to thermoelectricity, was measured. Op-

tical microscopy, transmission electron microscopy (TEM), magnetic measurements, FAAS and

ICP-MS were performed at room temperature whereas Dynamic Light Scattering (DLS), forced

Rayleigh scattering (FRS) and small angle x-ray/neutron scattering (SAXS/SANS) together

with thermogravimetric analysis (TGA) were used to analyse the ionic liquid-based nanoparticle

dispersion behaviour with temperature.

Keywords : IONIC LIQUID, COLLOID, FERROFLUID, NANOPARTICLE, IRON OXIDE,

STABILITY, INTERFACE



Résumé
La thermoélectricité (TE) permet la conversion de la chaleur en électricité, fournissant une

méthode possible pour le recyclage de la chaleur fatale. Malgré les améliorations, les matériaux

solides thermoélectriques actuels présentent plusieurs limitations. Par conséquent, des études sur

des liquides complexes (par exemple des liquides ioniques ou des nanofluides) ont été proposées

ces dernières années. Ce travail présente l’élaboration de nouveaux fluides complexes magnétiques

à base de liquides ioniques pour de telles applications. Les liquides ioniques sont une large classe

de liquides, constitués uniquement d’ions, et peuvent être liquides à température ambiante, avec

de nombreuses propriétés très intéressantes pour les matériaux thermoélectriques. En outre,

des études récentes sur les dispersions aqueuses de nanoparticules ont démontré que l’ajout de

nanoparticules magnétiques (nanomagnets) peut influencer le coefficient thermoélectrique et

améliorer l’efficacité thermoélectrique du liquide. Il est ainsi proposé ici de combiner les deux

voies en utilisant des dispersions de nano-aimants dans des liquides ioniques pour des applications

thermoélectriques. Dans des études antérieures, utilisant du nitrate d’éthylammonium (NEA)

comme liquide ionique, il a été montré que la stabilité colloïdale était contrôlée par l’interface

solide-liquide. Cette découverte a été étendue ici à une large gamme de liquides ioniques avec

différents ensembles de cations et d’anions, définissant les tendances générales et les principes de

stabilité colloïdale dans les liquides ioniques à température ambiante. Pour obtenir des colloïdes

à base de liquide ioniques, il est nécessaire de contrôler la charge de surface des nanoparticules,

la nature des groupes de surface chargés et des molécules produisant cette charge superficielle, la

nature des contre-ions compensant cette charge, et la voie de transfert depuis le milieu de synthèse

des nanoparticules (ici l’eau) vers le liquide ionique. Dans une deuxième étape, la stabilité

colloïdale a été étudiée dans la gamme de température des dispositifs thermoélectriques cibles

(20-200◦C) pour différents contre-ions et concentrations de nanoparticules. Même si la stabilité en

température des liquides ioniques est l’un de leurs avantages par rapport aux liquides moléculaires,

l’étude en température des dispersions colloïdales dans les liquides ioniques a été très peu abordée.

Pour cette étude, la thermodiffusion, propriété étroitement liée à la thermoélectricité, a été

mesurée. La microscopie optique, la microscopie électronique à transmission (MET), les mesures

magnétiques, FAAS et ICP-MS ont été effectuées à température ambiante tandis que la diffusion

dynamique de la lumière (DLS), la diffusion forcée de Rayleigh (FRS) et la diffusion des rayons

X / neutrons aux petits angles (SAXS / SANS) ainsi qu’une analyse thermogravimétrique

(TGA) ont été utilisées pour analyser le comportement avec la température de dispersion des



nanoparticules à base de liquide ioniques. Les analyses montrent que certaines des dispersions

conservent leur stabilité jusqu’à 200◦C.

Mots clefs : LIQUIDE IONIQUE, COLLOIDE, FERROFLUIDE, NANOPARTICULE, OXIDE

DE FER, STABILITE, INTERFACE
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NP nanoparticle

MS mass spectrometry

MD molecular dynamics

OctylMIM 1-octyl-3-methylimidazolium
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PAA− poly acrylate
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TFSI bis(trifluoromethane)sulfonimide
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Introduction

The global energy consumption is rising at a steady pace. Much of this consumed energy is

wasted as heat at all levels of human activity. For example, thermal losses represent 20 to 50% of

the total energy consumption of different industrial sectors. If a small fraction of this waste heat

could be converted into more usable energy, for example in the form of electricity, it would save

huge amounts of energy consumption. This conversion is described by the thermoelectric (TE)

effect which is the direct conversion of a temperature difference into an electric voltage. Currently,

the thermoelectric materials with the highest performances are based on nanostructured solids

that however only deliver small powers, they are generally composed of toxic and rare materials

and they are rather expensive to produce.

Within this context the European project MAGENTA (MAGnetic nanoparticle based liquid

ENergy materials for Thermoelectric device Applications) proposes to develop non-toxic, ver-

satile, and economical thermoeletric materials. The originality of the project is based on the

thermoelectric conversion capacity of liquids, which have promising thermoelectric properties. [6]

The proposed liquids are ionic liquids which are liquids only composed of ions. In addition

to their interesting properties, it has been shown that the presence of magnetic nanoparticles

(nanomagnets) could have a beneficial effect for the target TE applications. [7, 8] The aim is to

develop fundamental knowledge on new (magneto-)thermoelectric phenomena in these liquid

materials by seeking optimal conditions for waste-heat recovery.

In order to accomplish these goals, ten partners were part of the MAGENTA project. The tasks

to be undertaken included experimental work such as preparation of optimised materials, meas-

urements of the relevant properties such as thermodiffusion and thermoelectricity production,

theoretical work (simulations) for a better understanding of the properties, and elaboration of

prototypes of thermoelectrical cells. All tasks were related to the others by multiple inputs and

feedbacks.

The main part of this PhD work was to formulate, understand and optimise stable magnetic

nanoparticle dispersions in chosen ionic liquids in a broad range of temperatures (dealt with

in chapters 3 to 5) in order for the project partners to analyse their thermoelectric and ther-

1



Introduction

modiffusion properties. Facing the countless possible choices for the ionic liquids and the poorly

developed colloidal models to disperse nanoparticles therein, it was desirable to elucidate general

parameters needed to obtain stable dispersions in a broad range of ionic liquids. This knowledge

could then readily be employed to prepare stable nanoparticle dispersions in new proposed ionic

liquids.

A second important part of this PhD work (developped in chapters 6 and 7) was the character-

isation of thermodiffusion in the previously obtained dispersions. Thermodiffusion describes the

diffusion of nanoparticles in a temperature gradient, a property highly related to the generation of

thermoelectricity. These thermodiffusion measurements were performed within the PHENIX lab,

in a close collaboration between the physics and chemists teams. Indeed, the constant laboratory

- internal cooperation and dialog was crucial for the development of the ionic liquid-based

nanoparticle dispersions.

This manuscript first describes in chapter 1 the background knowledge necessary to understand

the theory of nanoparticle dispersions in general and the state of the art of colloidal stability in

ionic liquids.

Chapter 2 describes how the nanoparticles are synthesised and how their surfaces are modified

to disperse them in ionic liquids. The analysed parameters include the nanoparticle surface

charge, the nature of the surface groups and molecules producing this surface charge, the nature

of the ions that compensate this surface charge (= counterions), and the route of transfer

from water (the synthesis medium for the nanoparticles) to the ionic liquid. In addition, this

chapter describes the characterisation techniques that are used to analyse the colloidal, magnetic,

thermal, and thermodiffusive properties as well as the chemical composition of the nanoparticle

dispersions.

The following chapters 3 to 7 are presented as articles that are already published or that will be

submitted soon after missing measurements are completed that were not possible yet due to the

COVID-19 lock-down.

Elucidating the key parameters to obtain colloidally stable dispersions in a broad range of ionic

liquids at room temperature is the focus of chapter 3. This was analysed in zero magnetic field

and under field varying the nanoparticle - ionic liquid interface and in particular the nanoparticle

counterions.

Chapter 4 explores this interface for two promising counterions (based on a sulfonate zwitterion)

in detail to understand their role on the colloidal stability. This is analysed in the well studied

ionic liquid ethyl-methyl-imidazolium bistriflimide (EMIM TFSI) which is promising for the
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targeted thermoelectric applications. The best compositions (nature and amount of the nano-

particle surface charge as well as of the counterions) are then used to study dispersions with

different nanoparticle concentrations φNP and in a broad range of temperatures (20 to 200◦C),

all in regard for their potential use for thermoelectric applications.

The findings of chapter 4 led to start the systematic study of a new family of counterions,

still based on a zwitterion, but with a phosphonate part that is explored in chapter 5. The

possible tuning of the chemical structure of these counterions enables more detailed analysis of

the interface thanks to steric effects.

Chapter 6 deals with the first physical properties of dispersions through the characterisation of

thermodiffusion. Prior to experiments in ionic liquids, it was necessary to give a proof of concept

and to optimize the setup for systems easier to handle, molecular solvents, at room temperature.

The influence of the solvent (dimethyl sulfoxide (DMSO) and water) on the thermodiffusive

properties of the nanoparticle dispersions is analysed.

In chapter 7 the developments of the thermodiffusion measurement setup during the MAGENTA

project and explored in chapter 6 are used to analyse the thermodiffusive properties of one of

the most promising ionic liquid-based nanoparticle dispersions which were studied in chapter 4

regarding their colloidal and thermal stabilities. The thermodiffusion is analysed at an elevated

nanoparticle concentration φNP and with varying magnetic fields and temperatures.
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Chapter 1

Background

Contents
1.1 Colloids . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5

1.2 Ionic liquids . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6

1.2.1 Properties . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7

1.2.2 Surface behaviour . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8

1.3 Ionic liquid-based colloids . . . . . . . . . . . . . . . . . . . . . . . . . 10

This chapter describes the background knowledge and literature findings necessary to un-

derstand the theory of the nanoparticle dispersions in ionic liquids developed during this PhD

work. First, colloids in molecular solvents are described, followed by a description of ionic liquids

and their behaviour next to surfaces. In a last step, findings in the literature concerning ionic

liquid-based colloids are presented.

1.1 | Colloids

Although the aim of this work is to disperse magnetic nanoparticles in ionic liquids, the

first step is the synthesis of these nanomagnets in water and therefore the basics of colloidal

dispersions in molecular solvents are required.

DLVO theory [9] (named after Boris Derjaguin and Lev Landau, Evert Verwey and Theodoor

Overbeek) describes colloidal stability in weak electrolytes by the interplay of repulsive elec-

trostatic Coulomb interactions and attractive van der Waals interactions between the colloidal

particles. Well dispersed nanoparticle dispersions are obtained if the repulsive interactions are
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bigger than the attractive ones. Note that another possible stabilisation mechanism is due to

steric repulsion. The strength of the van der Waals interactions is determined by the shape

and size of the colloidal particles as well as by the chemical composition of the system. The

repulsive electrostatic interaction between two charged surfaces decays exponentially with their

separation and with a decay length called Debye length, which is given by

κ−1 =

√
εkBT

2nq2 (1.1)

with the dielectric constant ε of the medium (ε = vacuum permittivity ε0× relative permittivity

εr), the Boltzmann constant kB , the temperature T, the ion charge q, and the number density

of ions n.

Repulsive interactions can hence be controlled by the temperature, the choice of the solvent (e.g.

εr=80 for water and εr=46 for dimethyl sulfoxide (DMSO)), the nature of the ions (valency)

and the ion concentration (addition of salts, acids and bases).

Ferrofluids are a class of colloids consisting of magnetic monodomain nanoparticles with a

diameter around 10 nm, stable in the long term, having usual properties of a liquid but behaving

as a liquid paramagnet. It means that they move as a whole in the direction of the highest

magnetic field while retaining their liquid properties in a uniform magnetic field H. [10, 11]

These characteristics make them interesting for a number of technological applications, including

sealing, damping, hydrodynamic bearings, loudspeakers, and sensors, biomedical diagnosis and

therapy, targeted drug delivery, microfluidics, and optical materials. [10–22] Combining this

with the properties of ionic liquids opens the possibility for new applications, for example at low

pressures as well as at high temperatures and voltages. [23]

1.2 | Ionic liquids

Ionic liquids are a class of liquids that solely consist of ions, with melting points below

100◦C. [24] Molten salts are their analogues with a melting temperature above 100◦C. In the

class of ionic liquids, a high number have melting points below room temperature and they are

therefore called room-temperature ionic liquids. They have such a low melting temperature

compared to conventional salts thanks to diminished electrostatic attraction between ions due

to the larger size of the ions, weakening the interaction between the ions. In addition, most

ionic liquids are composed of at least one unsymmetrical ion, having long side groups which
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introduce a large number of degrees of freedom which further decrease their melting point by

hindering crystallographic organisation. One possible classification considers aprotic, protic, and

zwitterionic ionic liquids, shown in Figure 1.1. As shown in the figure, it is the cations that make

Figure 1.1 – Repesentation of three types of ionic liquids: aprotic, protic, and zwitterionic.
Taken from [1]

the difference for the different types. Shown here is one of the most prominent cation type, which

is with an imidazolium core. Other cores based on aromatic heterocycles are pyrrolidinium and

pyridinium. Other possibilities include ammonium and phosphonium cores. Aprotic and protic

ionic liquids are usually similar in structure, however with one of side chains (R2) replaced with

a hydrogen atom. Protic ionic liquids are simpler to synthesise than aprotic ionic liquids as they

can be produced by a proton transfer reaction from a Brønsted acid to a Brønsted base, leading

to a lower production cost, however they generally show lower thermal and electrochemichal

stabilities. [25] The third class is zwitterionic which consists of two oppositely charges separated

by a alkyl chain. The choice of the cation changes the ionic liquid type, but the choice of the

anion has a bigger effect on their properties. [26–31] Some of prominent anions in ionic liquids

are bistriflimide, triflate, tetrafluoroborate, and acetate. One example for the huge effect of the

choice of the anion on the ionic liquid properties is the different thermal stabilities of the two

ionic liquids ethyl-methyl-imidazolium (EMIM) bistriflimide and EMIM acetate, changing from

one of the best thermal stabilities reported for ionic liquids with the anion bistriflimide to one of

the lowest with the anion acetate. [26]

1.2.1 | Properties

Ionic liquids have a variety of properties interesting for a huge amount of different application

fields which include high liquidus temperature range, low vapour pressures, high thermal and

electrochemical stabilities, modest conductivities, and their abilities to dissolve many chemical

species. One of the most promising are energy related applications [1, 6, 32–34] which the
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MAGENTA project is exploring. However, ionic liquids also have some properties hindering

their industrial use. For instance, most ionic liquids have elevated viscosities compared to

molecular solvents which leads to poor mass transport properties limiting their performance in

energy applications. [6, 32]. The viscosity reduces exponentially with temperature, making this

property less important at elevated temperature. Hence, their use at elevated temperatures is

very promising for applications.

1.2.2 | Surface behaviour

The structure of ionic liquids close to solid surfaces has been the topic of a huge amount of

research. The structure of these liquid interfaces has been studied by surface force experiments [35,

36] atomic force microscopy [37–40], scattering experiments [41,42] quartz crystal microbalance

[43] and molecular dynamics simulations [29,44–46].

It has been found that the charge at solid surfaces is screened differently in ionic liquids compared

to conventional electrolytes. At uncharged surfaces the distribution of the cations and anions

of the ionic liquid is distributed equally. However, increasing the surface charge density σ

leads to an enrichment of oppositely charged ions (= counterions) in the first layer close to the

interface, even leading to overscreening, while the next layer contains more ions with the same

charge as the surface (= co-ions). This structure is illustrated in Figure 1.2a) and is called a

multilayer structure. This alternation with enrichment of co- and counterions can extend over a

few layers. Further increase of the surface charge leads to a monolayer of counterions, shown in

1.2b), that completely compensate the surface charge, followed by a bulk ionic liquid structure

above this layer. 1.2c) shows the case for even higher surface charges which is described by a

crowding over several layers of counterions at the surface, first described by Bazant et al. [47].

The observed structures of ionic liquids close to solid surfaces has been described using various

different approaches. One description, which is used in this PhD work is provided by Ivaništšev

et al. [45, 46,48]. This approach defines the transitions regarding the surface charge at which a

first monolayer of counterions is formed on the surface. The interface structure is controlled

by the ratio κion of the solid’s surface charge density σ to Θmax
ion which is the charge density

of a densely packed monolayer of counterions. [46] This quantity Θmax
ion solely depends on the

structure and geometry of the counterion, it is independent of the nature of the surface. A

multilayered structure of ions is formed close to the solid surface if the ratio κion =| σ/Θmax
ion | is

close to 0.5 (1.2a)). [45, 46] The transitions above were described for changing surface charge

densities σ. However, a change of the ion size (Θmax
ion ) also influences the ratio κion. Taking
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the example for small ions, the smaller the ion the more ions can fit in a monolayer and Θmax
ion

increases, hence the ratio κion decreases. Consequently, a higher σ value is needed to obtain a

ratio κion ≈0.5.

Introducing additional ions different from the ionic liquid with a high surface affinity can change

the interface structure. [38,39] Schemes of the interface for additional ions are depicted in Figure

1.2 for examples with d) half the size, e)the same size and f) double the size of the ionic liquid

ions are depicted. Starting from a ratio κion=0.5, the introduction of additional ions changes

the ratio to κion=0.4 and 1 for half the size, and double the size of the ionic liquid, respectively.

Smaller ions therefore change the interface less than bigger ions.

Figure 1.2 – Scheme of layering of ionic liquids at a surface depending on the ratio ratio
κion =| σ/Θmax

ion |. Example of a negatively charged surface); blue: anion of the ionic liquid, red:
cation of the ionic liquid, green: additional cation; See text for information.

In addition, water can influence the nanostructure at the interface. [40] The effect is very different

for protic and aprotic ions and depends strongly on the affinity for water.
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1.3 | Ionic liquid-based colloids

The ionic liquids analysed here have a total bulk ion concentrations between 3 and 7 mol/L.

Applying the concepts described in chapter 1.1 for electrostatically stabilised nanoparticles in

molecular solvents, Debye lengths in the order of 0.1 nm are obtained which is smaller than the

size of individual ionic liquid ions. Additionally, DLVO theory is based on some assumptions

that are not valid in ionic liquids, e.g. point charges. Hence, this concept is not adapted for

ionic liquids.

In the past, various strategies were used to produce nanoparticle dispersions in ionic liquids.

However, these experimental approaches were mostly empirical since colloidal models to describe

nanoparticles therein are still poorly developed and no predictions are possible to date. [49]

Possible stabilisation strategies are grafting of polymers to the surface of nanoparticles (steric

repulsion) [50–53] inducing ion layering of the ionic liquid around bare nanoparticles (e.g. oxides

coated with hydroxyl species), and coating nanoparticles with surfactants having groups that

imitate groups of the ionic liquid or with small organic ligands. [2, 23, 50, 54, 54–56,56, 57, 57–65].

However, despite the differences of the vast group of ionic liquids, studies were mainly focused

on a small number of ionic liquids. This leads to the question whether the results for each

system are specific or if these results are transportable to other systems. Only one group

provided an overall picture about colloidal stability, however, mainly in molten salts [2,54]. They

showed by molecular dynamics (MD) simulations [2] and X-ray pair distribution analysis [54] of

nanoparticle dispersions in molten salts that the ion layering on the nanoparticle surface leads

to repulsive (oscillatory) forces that can outrank the attractive Van der Waals forces between

the nanoparticles and therefore lead to colloidal stability, shown in Figure 1.3.

As explained in chapter 1.2.2 the multilayer structure on flat charged surfaces is dependent

on the ratio κion =| σ/Θmax
ion |. Supposing this model developed for flat surfaces can be also

employed for curved interfaces such as nanoparticles, the same formalism can be used. The ratio

can be adjusted by changing the surface charge density σ of the nanoparticles and by the choice

of the solvent ions from the ionic liquid. The nanoparticle surface charge density can be changed

depending on their material and possible coatings. For instance, the limits for citrate coated

iron oxide nanoparticles are between 0 and 32 µC/cm2. [3] Otherwise, Θmax
ion can be changed by

changing the ionic liquids itself (cation and anion) as well as by the addition of additional ions,

thereby changing the ratio κion. Various works evidenced that these additional ions influence

the colloidal stability. [51, 56,57,61,66]
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Figure 1.3 – Free energy of the interaction between two nanocrystals in a molten salt obtained
by MD simulations. Taken from ref [2]

What needs to be remembered

Ionic liquids form a huge class of liquids with interesting and tunable properties.
Combining their properties with nanoparticles can combine the advantages of both.
However, an overall understanding to prepare and describe colloidal nanoparticle
dispersions therein does not exist yet. Hence, it would be desirable to elucidate
general parameters needed to obtain stable dispersions in a broad range of ionic
liquids. This knowledge could then readily be employed to prepare stable nanoparticle
dispersions in any ionic liquids.
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Materials and methods
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2.1 | Materials

All used materials are described here, hence, the materials sections in the articles can be

skipped in further reading. The following materials were used without further purification:
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1-Bromobutane (C4H9Br, purity 99%, Acros Organics); 1-Methyl-3-(butylphosphonic acid) im-

idazolium bromide (C8H16BrN2O3P, purity ≥95%, Sikémia); 1-Methyl-3-(hexylphosphonic acid)

imidazolium bromide (C10H20BrN2O3P, purity ≥97%, Sikémia); 1-Methyl-3-(dodecylphosphonic

acid)imidazolium bromide (C16H32BrN2O3P, purity ≥98%, Sikémia); (1,3-Propanediaminium-

N,N,N,N’,N’- pentamethyl-N’-dodecylphosphonic acid) dichloride (C20H47Cl2N2O3P, purity

≥97%, Sikémia); 1-Methylimidazole (C4H6N2, purity 99%, Acros Organics); 1-(4-Sulfobutyl)-3-

methylimidazolium bistriflimide (HSBMIM TFSI, purity 98%, SOLVIONIC); 1-(4-Sulfobutyl)-

3-methylimidazolium triflate (HSBMIM TfO, purity 98%, SOLVIONIC); 1-(4-Sulfobutyl)-3-

methylimidazolium (SBMIM±, purity 98%, SOLVIONIC); acetone (technical, VWR); ammonia

solution (20%, VWR); citric acid (H3Cit×H2O, purity > 99%, NORMAPUR); diethyl ether

(purity 99.8%, AnalaR Normapur); dimethyl sulfoxide (DMSO, technical, VWR); HClO4 (65

wt% in water, VWR); hydrochloric acid (HCl, 37% water solution, AnalaR Normapur); iron(II)

chloride (FeCl2×4H2O, AnalaR Normapur, VWR); iron(III) chloride (FeCl3×6H2O, Prolabo);

iron(III) nitrate (Fe(NO3)3×9H2O, technical, VWR); Lithium Hydroxide (LiOH×H2O, purity

> 99%, Fluka BioChemika); Nitric acid (HNO3, 69.5% water solution, Carlo Erba); Poly (ac-

rylic acid sodium salt) (PAA Na, average Mw = 2100 g/mol, SIGMA-ALDRICH); triflic acid

(HTfO, 49.2 wt% in water, purity 99%, SOLVIONIC); triflimidic acid (HTFSI, purity 95%,

Fluorochem); Poly (acrylic acid) (PAA, average Mw = 2000 g/mol, 63wt%, Acros Organics);

Poly (Acrylic co-Maleic Acid) solution (PAAMA, average Mw = 3000 g/mol, 50 wt% in H2O,

SIGMA-ALDRICH); Sodium hydroxide (NaOH pellets, 98%, Acros Organics); Tetrabutylam-

monium hydroxide 30-hydrate (TBAOH×30H2O, purity > 99%, SIGMA-ALDRICH).

Figure 2.1 shows the structure of the studied ionic liquids.

Following the procedure of reference [67], BMIM Br was prepared by an alkylation of 1-

bromobutane and 1-methylimidazole. Its anion was exchanged with OH with an AMBERLITETM

IRN78 resin. The resin was prepared by alternating additions of NaOH (1M) and HCl (1M) in

order to have a number of moles twice as big as the capacity of the resin and with intermediate

washing with ultra-pure water till a pH between 5.5 and 7 was reached. BMIM Br was added and

the pH was checked after one hour of stirring. A small quantity was mixed with Ag (NO3) to test

if Br− ions were remaining, which is easy to detect as a formation of a pale yellow precipitate

would be observed in this case.

Potable water is transformed to ultra-pure water (Type 1, resistivity of ' 18 MΩcm) using a

MILLIPORE DIRECT-Q system.
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Figure 2.1 – Structure of studied ionic liquids. The influence of the anion is analysed with the
same cation EMIM and the vice-versa for the same anion TFSI.

2.2 | Dispersions of maghemite nanoparticles

The synthesis of maghemite (γ-Fe2O3) nanoparticles in water and their dispersions in ionic

liquids is described in detail in this chapter.

2.2.1 | Synthesis of maghemite nanoparticles

Iron oxides belong to the easiest oxide nanoparticles to produce. In addition, the synthesis

in water is simpler and cheaper than in ionic liquids. Hence, a synthesis method of maghemite

(γ-Fe2O3) nanoparticles in water was chosen that produces several grams of nanoparticles in

one synthesis and that can be up-scaled, making it interesting for applications. [68] Acidic

aqueous solutions of FeCl3 and FeCl2 were mixed in a stoichiometric ratio of 2:1 leading to

precipitation of magnetite (Fe3O4) in a strongly alkaline medium after addition of ammonia. [68]

These spinel type nanoparticles are sensitive to oxidation reactions in the presence of oxygen

and to acid attack and therefore tend to evolve in acidic medium. [69] Hence, magnetite was

chemically oxidised to maghemite at 80◦C with Fe(NO3)3 leading to long-term stable maghemite

nanoparticles. Subsequent washing with ether and acetone was followed with the final step of

dispersion of the nanoparticles in aqueous nitric acid solution at a pH between 1.5 and 2. X-ray

diffraction shows that maghemite nanoparticles are produced in this process. [11,57] Size-sorting
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based on phase separation induced by an added electrolyte was then performed to reduce the

nanoparticle’s polydispersity. [70] A medium size (around 9 nm) was chosen as a compromise

between high magnetisation and low van der Waals interactions between the nanoparticles,

both increasing with the nanoparticle size. High magnetisation is desired for thermodiffusion

and thermoelectric applications, however, too big particles are difficult to be dispersed due to

increasing attractive van der Waals interactions. The same batch of these size-sorted nano-

particles was used for all experiments in this work and is called "initial ferrofluid" in the following.

2.2.2 | Dispersion of nanoparticles in molecular solvents

The nanoparticle surface was then changed in water before their transfer to ionic liquids

(sometimes with an intermediate transfer to dimethyl sulfoxide (DMSO)) changing the pH value.

Figure 2.2 illustrates how oxide surfaces can be changed adapting the pH. [71] At low pH values,

positive nanoparticles with OH+
2 groups are obtained. At pH ≈ 7, being the point of zero

charge (PZC) of maghemite, uncharged nanoparticles have OH groups on their surface. High

pH values lead to negative nanoparticles with O− groups on the surface. Three different surface

modifications are detailed in the following sections.

2.2.2.1 | Positive nanoparticles

Aqueous sodium hydroxide solution (1M) was added to the initial ferrofluid to reach the

point of zero charge (PZC) of maghemite. The supernatant could then be removed from

the magnetically sedimented nanoparticles. The concentration of free NO−
3 was reduced be-

low 10−6 M, washing the nanoparticles several times with ultra-pure water. An aqueous

acid solution is added at this step to redisperse the nanoparticles in a colloidal state. The

particles are thus positively charged, their counterion being the conjugated base of the added

acid. Various acids were used, in order to precisely analyse the influence of the nature of the

counterion, represented as blue circles in Figure 2.2. The tested acids included 1-Methyl-3-

(butylphosphonic acid) imidazolium bromide (HPAC4MIM Br), 1-Methyl-3-(dodecylphosphonic

acid) imidazolium bromide (HPAC12MIM Br), 1-Methyl-3-(hexylphosphonic acid) imidazolium

bromide (HPAC6MIM Br), (1,3-Propanediaminium- pentamethyl-dodecylphosphonic acid) di-

chloride (HPAC2Ch Cl2), 1-(4-Sulfobutyl)-3-methylimidazolium bistriflimide (HSBMIM TFSI),

1-(4-Sulfobutyl)-3-methylimidazolium triflate (HSBMIM TfO), benzenesulfonic acid (C6H5SO3H),

perchloric acid (HClO4), triflic acid (HTfO), and triflimidic acid (HTFSI). The pH was reduced
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Figure 2.2 – Scheme of the surface state of maghemite nanoparticles at different pH values.
Graph reproduced from reference [3].

to ≈ 1.5-2 thus increasing the nanoparticle surface charge density σ to ≈ 30 µC/cm2, assuming

a similar behaviour for different counterions [3]. In chapter 4 nanoparticle dispersions with

additional pH values (up to 5) corresponding to lower surface charge densities σ (down to 4

µC/cm2) are prepared in order to analyse the effect of the surface charge density σ on the

colloidal stability.

2.2.2.2 | Citrate coated nanoparticles

Citric acid was added in excess to the initial ferrofluid which led to agglomerated nanoparticles.

Several washing steps with aqueous citric acid solution (0.01 M) were performed to remove the

initial nitrate ions and to obtain a free citric acid concentration of approximately 0.01 M. A

base (1 M) of the type xOH, with x = Li, Na, tetrabutyl ammonium (TBA) or 1-butyl-3-methyl

imidazolium (BMIM) was added until a pH ≈ 7 was obtained, which led to stable colloids. The

negatively charged citrate coated nanoparticles compensate their charge with the cations x of

the added base.
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2.2.2.3 | Polymer coated nanoparticles

Concentrated aqueous nitric acid (68%) was added to aqueous poly(acrylic acid sodium salt)

(PAA Na) solution (1 wt%) until flocculation at a pH of ≈ 2 was obtained. The initial ferrofluid

was added, leading to flocculation. After a minute of magnetic stirring, the nanoparticles were

magnetically sedimented and the supernatant was removed. Adding ammonia solution dispersed

the nanoparticles at pH ≈ 7, with NH4 as the counterion. The remaining free polymer and

ions were removed by dialysis with 10-12 kDa membranes. The same steps were used for poly

(acrylic co-maleic acid) (PAAMA) except for the addition of nitric acid at the start, the PAAMA

solution being already at pH ≈ 2. The counterions for both polymer coated nanoparticles could

then be changed, adding nitric acid (1M) until a pH approximately 2 occurs, several washing

steps with ultra-pure water, and consequent addition of BMIMOH (0.02M) and TBAOH (1M)

to disperse the nanoparticles at pH ≈ 7 or addition of aqueous ethylamine solution (≈ 5-10 wt%)

to disperse the nanoparticles at pH ≈ 9. In a last step, a dialysis with 10-12 kDa membranes

removed the remaining free ions.

2.2.2.4 | Transfer from water to another molecular solvent

Dimethyl sulfoxide (DMSO) is miscible with all tested ionic liquids, which is not the case

for water. Hence, some of the modified nanoparticles were transferred from water to DMSO

to test the influence of the way of transfer from the molecular solvent towards the ionic liquid.

This was achieved by dialysis with 10-12 kDa membranes. Only the solvent molecules and

the ions were exchanged as the nanoparticles were bigger than the pores in the membrane. A

water concentration below 10−2 vol% is obtained, changing the outside DMSO solution with the

adapted free ion concentration several times.

2.2.3 | Routes of transfer towards ionic liquids

These modified systems were added to the ionic liquids in adapted proportions to obtain

nanoparticle dispersions with a volume fraction φNP ≈1 vol% in the ionic liquids after removing

the initial molecular solvent in a freeze-dryer (Figure 2.3). The vapour pressure of ionic liquids

is several magnitudes lower than that of water and DMSO, hence, the low pressure in the

freeze-dryer (p≈0.02 mbar) removes the molecular solvent. All systems were kept at least 10

hours in these conditions in order to evaporate a maximum of initial solvent. The amount of

evaporating ionic liquid in these conditions is not measurable with the used balances (detection

– 17 –



Materials and Methods

limit = 0.1 mg). One aim of this work is to analyse the effect of temperature on the systems and

hence the freeze-drying method was chosen because the samples do not need to be heated for it.

Other techniques including heating (e.g. evaporation at higher temperatures) were not chosen

as they would bias the results as the sample would have been heated to a higher temperature

already before the measurements.

Figure 2.3 – Scheme of the transfer of the nanoparticle dispersions from a molecular solvent
(shown here as H2O) to an ionic liquid (IL).

2.2.4 | Concentrated ionic liquid-based ferrofluids

Two ionic liquid-based ferrofluids, one with SBMIM± TFSI− counterions in EMIM TFSI and

another with PAC6MIM± Br− counterions in EMIM FSI were centrifuged using an Optima 70

ultracentrifuge and a type 100 Ti fixed-angle rotor from the company Beckman Coulter, USA.

The samples were centrifuged at 30 000 to 55 000 rpm (equals 55 000 to 243 000g) for one to

two days at 19 ◦C. Separating the supernatant led to concentrated samples with nanoparticle

volume fractions φNP ≈ 5-20 vol % which were diluted with their supernatants to appropriate

concentrations, if necessary.

2.3 | Characterisation techniques

Several techniques were used to analyse nanoparticle dispersions in molecular solvents and

in ionic liquids in respect to their colloidal, magnetic, thermal, and thermodiffusive properties

as well as their chemical composition. Figure 2.4 illustrates the multi-length-scale analysis

approach applied to analyse the ionic liquid-based nanoparticle dispersions and over time. Visual

observation on the mm-scale was performed first. Suspensions with big aggregates appear turbid

and brownish due to visible light scattering and well dispersed maghemite nanoparticles appear

dark red to black depending on the nanoparticle volume fractions. In a next step, visually stable
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Figure 2.4 – Illustration of the multi-scale analysis employed in this work.

nanoparticle dispersions were analysed with optical microscopy on the presence of agglomerates

on the µm-scale. Note that the stability with water uptake could be analysed with this technique.

If no agglomerates were observed, the sample was analysed by dynamic light scattering (DLS),

which was available at the PHENIX laboratory and its easy access permitted to study the sample

ageing. If the apparent diameter extracted from DLS was lower than 100 nm, forced Rayleigh

scattering (FRS) and small-angle X-ray scattering (SAXS) measurements were performed. The

most promising nanoparticle dispersions were then analysed with small angle neutron scattering

(SANS) and transmission electron microscopy (TEM).

2.3.1 | Dynamic light scattering (DLS)

Dynamic light scattering (DLS) measurements were performed using a Vasco, VascoFlex or

VascoKin DLS Particle Analyzer from Cordouan Technologies to study translational diffusion

properties of the nanoparticle dispersions for nanoparticle volume fractions φNP ranging from 0.1

vol% to 12.5 vol%. The laser of the devices is operating at a wavelength λ=656 nm. The sample

was introduced in the Vasco particle analyser and an around 200 µm thin film was analysed in

backscattering mode at 135◦. For the VascoFlex and VascoKin particle analysers, the sample is

analysed in any transparent container external to the machine, also in backscattering mode but

at 170◦. The corresponding wavevectors can be determined with equation 2.1.

q = 4πn0
λ

sin(θ/2) (2.1)
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with n0 the refractive index ranging for the analysed liquids between 1.33 (for water) and 1.57

(for 1-Butyl-3-Methyl Imidazolium iodide (BMIM I)) leading to a range of Q=2.3×10−3 and

2.8×10-3 Å-1 for the Vasco DLS Particle Analyzer and Q=2.5×10-3 and 3.0×10-3 Å-1 for the

VascoFlex and VascoKin DLS Particle Analyzer. These conditions prevent both the effects of

light absorption by the colloidal suspension and multiple scattering, even in strongly absorbing

media. [72] In the case of the Vasco and VascoFlex DLS Particle Analyzers, field autocorrelation

curves with a precise baseline at long times were obtained optimising parameters such as the

sampling time, the number of channels, and the incident laser power. For the VascoKin DLS

Particle Analyzer the only adjustable parameter is the incident laser power and autocorrelation

curves are obtained for a much higher time range up to some seconds. The measured intensity

correlation function G(t) was transformed into the field autocorrelation function G1(t) using the

expression 2.2:

G1(t) = [G(t)]1/2 − offset (2.2)

For both machines the so obtained curves are normalised with their maximum and were analysed

with a stretched exponential function, e-(t/τ )β with a distribution of relaxation times described

by a decay time τ and a stretching exponent β. The nanoparticle translation time τ was probed.

It corresponds to the translational diffusion coefficient Dt = (τ Q2) -1, which, in non-interacting

conditions, is related to the intensity-averaged hydrodynamic diameter dH using Stokes-Einstein’s

equation:

Dt = kBT

6πη dH2
(2.3)

with the Boltzmann constant kB, the temperature T, and the solvent shear-viscosity η.

Note that the solvent viscosity of the ionic liquid-based nanoparticle dispersions depends on

the water traces and on the other additives. [73] In addition, reflection of the sample holders

can introduce errors in external DLS measurements with the VascoFlex and VascoKin DLS

Particle Analyzer. Therefore, the diffusion coefficient and the apparent hydrodynamic diameter

dH determined from DLS can have bigger errors depending on how well the sample is known

and the technique controlled.

2.3.2 | Flame atomic absorption spectroscopy (FAAS)

The nanoparticle dispersions were dissolved in some drops of aqueous concentrated hydro-

chloric acid solution (37%) and then diluted with aqueous nitric acid solution (2%) till the desired
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iron concentration was obtained which was determined by flame atomic absorption measurements

(FAAS) with an Analyst 100 spectrometer from PerkinElmer. The volume fractions φNP were

determined from the total iron concentration in the sample, considering the masses of the dilution

steps and with the density for the liquids and maghemite (5.07 g cm-3) and its molar weight

(159.7 g mol-1). [74]

2.3.3 | Forced Rayleigh scattering (FRS)

The working principle of forced Rayleigh scattering (FRS) is well described in chapters 6

and 7. Briefly, the irradiation of a high power lamp (6285 - 500W - Hg Arc Lamp - Spectra

Physics) focused on the sample after passing through a grid, induces a thermal grating ∆T = T1

- T2 with a period Λ between 88 and 145 µm due to the strong optical absorption of maghemite

nanoparticles, illustrated in Figure 2.5 with illuminated and dark zones. The Soret effect induces

a concentration grating ∆φ = φ1 - φ2 in the nanoparticle dispersion due to thermodiffusion of

the nanoparticles, shown here for a thermophobic system (=the nanoparticles move towards

cold regions, Soret coefficient ST > 0). Both gratings (∆φ and ∆T) which can be separated due

to their different time scales, are probed by the first order diffraction of a He-Ne laser beam

detected in a photomultiplayer (PM). Sample cells were developed in order to analyse ionic

liquid-based colloids avoiding their contact with the atmosphere and one example is shown in the

figure. They consist of a polyimide spacer (between 25 and 125 µm thickness) placed between

two glass plates with the adapted dimensions for the FRS sample holder. The outside was sealed

with an epoxy glue except for two entrances. The cell was then filled with the sample in inert

atmosphere and sealed with Araldite® Rapid two component fast cure epoxy adhesive. The

entrances and the possible sample filling in the cell was chosen in a S form in order to limit the

contact of the analysed sample spot in the middle with the impurities coming from the entrances

(e.g. glue). Only ≈ 5 µL are needed to fill a 25 µm cell which meant that almost every sample

could be measured even when only small quantities were available.

The temperature of the FRS cells can be controlled between 20◦C and 190◦C and magnetic

fields can be adjusted with two sets of permanent magnets up to 100 kA/m by variation of their

distance to the sample.

2.3.4 | Inductively coupled plasma - mass spectrometry

The dilution of nanoparticle dispersions were prepared as for FAAS and the concentration of

brome, iron and phosphore were determined with inductively coupled plasma - mass spectrometry
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Figure 2.5 – Scheme of the used FRS setup and induced thermodiffusion for a thermophobic
system. The cell is about 8 mm × 30 mm.

at IPGP (Institut de Physique du Globe de Paris). The nanoparticle volume fractions φNP were

determined as for FAAS.

2.3.5 | Karl Fischer titration

Trace amounts of water were determined in the ionic liquids with Karl Fischer coulometric

titration using a Schott TitroLine KF Trace titration unit. Water amounts can be quantified

due to the oxidation reaction of sulfur dioxide with iodine which consumes water. Three

measurements of each ionic liquid were performed with at least 0.1 mL or a multiple of 0.1 mL

for each 1000 ppm of expected water. The results for the initial water content in some analysed

ionic liquids are shown in Table S-1 of chapter 3

2.3.6 | Magnetisation measurements

Room temperature magnetisation measurements were performed using a home-made vibrating

sample magnetometer (VSM) with magnetic fields up to H=700kA/m. A voltage proportional to

the magnetisation M of the material is generated in the measuring coil when the vibrating sample

is magnetised. The first Langevin’s equation describes the mean orientation of a magnetic moment

under a magnetic field H for monodisperse nanoparticles with a saturation magnetisation ms and

a diameter d. The saturation magnetisation ms, do and σ are determined introducing a lognormal

size distribution [11] with a median diameter do and a polydispersity σ in the fits. Ionic liquid-

based ferrofluids were measured in sealed commercial polyimide capillaries with a diameter of

approximately 1 mm as the available sample volume was not sufficient for the most of the samples.
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2.3.7 | Small angle X-ray/neutron scattering (SAXS/SANS)

SAXS experiments were carried out with a laboratory XEUSS 2.0 (W)SAXS in the laboratoire

Léon Brillouin, CEA, Saclay, France. The beam energy was fixed at 8 keV and the wavelength

was λ=1.54 Å. The sample to detector distance was 3 m to yield an accessible Q-range of 0.004

Å-1 - 0.2 Å-1. Figure 2.6 illustrates the development of the used SAXS cells during this work.

First, commercial polyimide capillaries (≈ 1 mm thick) were used, leading to poor transmissions

in the order of 0.1% due to X-ray absorption by the iron atoms and the ionic liquids. In a

second step, cells on the basis of 25-125 µm polyimide spacer sheets were developed to reduce

the thickness, which however varied a lot between the cells and sealing was not always working

well. Finally, 0.1 mm thick (and 1 mm wide) borosilicate capillaries from Vitrocom® gave the

best compromise between absorption and diffused signal and sealing with Araldite® Rapid two

component fast cure epoxy adhesive led to well sealed capillaries that could be reused even after

several months. Still, the interior thickness error is ±10% and the wall thickness of 0.07 mm

has an error of ±20%. Hence, determination of absolute intensities was difficult and the high Q

region (> 0.1 Å−1) was rather noisy. Consequently, SANS measurements were used to adjust

the SAXS curves to absolute intensities together with the nanoparticle volume fraction φNP .

Figure 2.6 – SAXS cell development during this work. 1) commercial polyimide capillaries, 2)
self-made cells based on polyimide spacer, 3) borosilicate cells.

SANS experiments were performed on the PAXY spectrometer at the LLB facility (CEA Saclay,

France). Three different configurations were used in the three SANS allocated beam times during

this work (1st beam time: neutron wavelength λ=6 Å, sample to detector distance d=1m; λ=6

Å, d=3 m and λ=8.5 Å, d=5 m; 2nd: λ=5 Å, d=1m; λ=5 Å, d=3 m and λ=8.5 Å, d=5 m;

3rd: λ=4 Å, d=1m; λ=5 Å, d=3 m and λ=8.5 Å, d=5 m) leading to an accessible Q-range of

0.004 Å-1 to 0.2 Å-1. Samples based on molecular solvents were measured in commercial quartz
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cells with 1 mm inner thickness. Ionic liquid-based colloids were also measured in quartz cells

but in self-made cells, shown in Figure 2.7 with ≈ 1 mm thick teflon spacer for nanoparticle

volume fractions φNP < 3 vol%, with 0.25 mm thick mica spacer for 3 vol% < φNP < 10 vol%,

and with 0.125 mm thick polyimide spacer for higher φNP values. The spacers were glued

together with the quartz windows and sealed with epoxy glue except for at least one hole on

the top to evacuate gases that may form during the heating process. For both thinner cells

a second opening was necessary to fill the cells (with the help of capillary forces) which was

sealed with Araldite® Rapid two component fast cure epoxy adhesive after the cell was filled.

This adhesive was used as it hardens at room temperature and is stable up to 200◦C in the

time of the measurements. For the case of ionic liquid-based ferrofluids, all cells were filled in

inert atmosphere and placed in an oven filled with inert gas at around 0.5 bar, see Figure S3 in

chapter 4.2. SANS measurements were performed at 27◦C, 70◦C, 135◦C, 200◦C and back to

27◦C.

Standard correction procedures [75] were performed for both SAXS and SANS measurements

Figure 2.7 – SANS cells developed for high temperature measurements up to 200◦C for nano-
particle volume fractions 1) φNP < 3 vol%, 2) 3 vol% < φNP < 10 vol%, and 3) φNP > 10 vol%.
Each cell is about 2 cm in diameter.

using the Pasinet software (available free of charge at http://didier.lairez.fr/) to determine the

absolute intensity expressed as (2.4):

I(q) = (∆ρ)2φNPVNPP (q)S(q, φ) (2.4)

with ∆ρ the difference of scattering length densities (SLD) between the nanoparticles and the

solvent ((∆ρ)2 being the contrast), the nanoparticle volume fraction φNP , the nanoparticle

volume VNP , the nanoparticle form factor P(q) and their structure factor S(q,φNP ). The form

factor P(q) of the nanoparticles was determined from a set of dilutions of the initial ferrofluid at

nanoparticle concentrations φNP = 0.1, 0.3 and 1 vol% for SAXS measurements and φNP = 0.33,

0.66 and 1 vol% for SANS measurements (keeping the free electrolyte concentration constant).

These concentrations are chosen as a compromise between low particle interactions and a high
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enough signal to noise ratio in reasonable times. I(q)/((∆ρ)2φNP ) is plotted as a function of

φNP for all wavevectors q and the form factor P(q) is obtained with a linear extrapolation to

the single particle contribution at φNP = 0 vol% where S(q, φNP = 0) = 1, shown in Figure 2.8

as an example for SAXS.

Figure 2.9 shows an example of scattered intensities obtained by small angle scattering for

Figure 2.8 – SAXS intensities obtained for the initial ferrofluid with different nanoparticle
concentration φNP and the deduced form factor.

nanoparticle dispersions with different nanoparticle concentration φNP in the inset. Different

information about the nanoparticle dispersions like their surface, shape, size and compressibility

(interparticle interactions) can be obtained depending on the spatial length scale in real space

(2π/q) indicated in the graph. Structure factors for attractive (S(Q→ 0) > 1) and repulsive

(S(Q→ 0) < 1) nanoparticle dispersions are also shown in the graph.

2.3.8 | Transmission electron microscopy (TEM)

Transmission electron microscopy (TEM) is used to show the crystalline structure of the

maghemite nanoparticles and their dispersion state. The observation of nanoparticles dispersed

in the ionic liquid is possible due to the low vapor pressure of ionic liquids that do almost not

evaporate (in the time of the measurement) even in ultra-high-vacuum which is needed for TEM

measurements. [49,50,53,64] However, complementary other techniques should be used as well as

the preparation of the sample for the TEM measurements can change the sample properties (e.g.

interparticle interactions). First, the sample needs to be diluted (here for a sample with around 1
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Figure 2.9 – Example of structure factors for attractive (S(Q→ 0) > 1) and repulsive (S(Q→ 0) <
1) nanoparticle dispersions obtained by small angle scattering.Inset; absolute scattered intensities
(divided by φNP ) with different nanoparticle concentration φNP for a repulsive system.

vol% by a factor 100 with pure ionic liquid) which can change the equilibrium of condensed and

free counterions and thus affect the colloidal state. Second, during the deposition on the TEM

grid, the sample is exposed to humidity of the air. As small amounts of water can affect the ionic

liquid-solid interface, this can also affect the colloidal stability. [40] Third, in TEM measurements

only a small volume of the sample is analysed. In general around 500-1000 nanoparticles are ana-

lysed which is several magnitudes smaller than for other techniques used here (e.g. SAS and DLS).

2.3.9 | Thermogravimetric analysis (TGA)

Ramped and isothermal temperature thermogravimetric analysis (TGA) were performed

with a TGA 550 from TA Instruments. Around 10-20 mg sample (with a mass precision ±0.1

µg) were measured in platinum pans and with a nitrogen gas flow of 40 mL/min. Short-term

temperature stabilities were conducted with a heating rate of 10◦C/min from room temperature

up to 600◦C and Tstart and Tonset can be determined as indicated in Figure 2.10. Long-term

temperature stabilities were measured in isothermal mode for several hours at the specified

isothermal temperature with a heating rate of 20◦C/min from room temperature up to this

temperature.
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Figure 2.10 – Example TGA curve indicating how Tstart and Tonset are determined. Taken from
ref. [4]

What needs to be remembered

It is always favourable to use several techniques at once that complement each other
making the results more trustworthy. Due to developments of measurement setups
during this work (e.g. cells for FRS, VSM, SAXS, and SANS), it is now possible to
perform most of the techniques (SAXS, DLS, FRS and TEM) with less than 20 µL
in total. This allows to obtain information on colloidal and thermal stabilities with a
very low consumption of the sample.
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Chapter 3

Elucidating the key parameters of

colloidal dispersions of oxide

nanoparticles in ionic liquids at room

temperature
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3.1 | Introduction

Contrary to other works in literature that usually focus on a single or small number of

systems, this chapter explores the broad principles of colloidal stability of nanoparticles in a

variety of ionic liquids through the systematic study of a number of different systems. Starting

from the same batch of nanoparticles, several surface modifications are performed in order to

tune the nanoparticle - ionic liquid interface and dispersions in various representative ionic

liquids are analysed. The aim is to determine the key parameters in order to obtain long-term

colloidal stability at room temperature. Moreover, the magnetic properties of the obtained

nanoparticle dispersions are analysed to determine if they are ferrofluids and therefore suitable

28



Ionic liquid-based colloids at room temperature

for applications with magnetic fields.

3.2 | Article: “colloidal dispersions of oxide nanoparticles

in ionic liquids: elucidating the key parameters”
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Colloidal dispersions of oxide nanoparticles in ionic
liquids: elucidating the key parameters†

J. C. Riedl, a M. A. Akhavan Kazemi,a F. Cousin, b E. Dubois, *a S. Fantini, c

S. Löıs,c R. Perzynski a and V. Peyre *a

The combination of ionic liquid and nanoparticle properties is highly appealing for a number of applications.

However, thus far there has been limited systematic exploration of colloidal stabilisation in these solvents,

which provides an initial direction towards their employment. Here, we present a new and comprehensive

study of the key parameters affecting the colloidal stability in dispersions of oxide nanoparticles in ionic

liquids. Twelve diverse and representative ionic liquids are used to disperse iron oxide nanoparticles. The

liquid interface of these nanoparticles has been carefully tuned in a molecular solvent before transferring

into an ionic liquid, without passing through the powder state. Multiscale-characterisation is applied, on

both the micro and the nano scale, incorporating both small angle X-ray scattering and dynamic light

scattering. The results show the surface charge of the nanoparticles to be a crucial parameter,

controlling the layering of the surrounding ionic liquid, and hence producing repulsion allowing efficient

counterbalancing of the attractive interactions. For intermediate charges the strength of the repulsion

depends on the specific system causing varying levels of aggregation or even none at all. Several

samples consist of sufficiently repulsive systems leading to single dispersed nanoparticles, stable in the

long term. Thanks to the magnetic properties of the chosen iron oxide nanoparticles, true ferrofluids are

produced, appropriate for applications using magnetic fields. The strength and breadth of the observed

trends suggests that the key parameters identified here can be generalised to most ionic liquids.

1 Introduction

Ionic liquids (ILs) have a variety of properties making them
interesting for several elds of applications. For instance, their
ability to dissolve many chemical species is used for synthesis
and catalytic applications.1 Their high thermal stabilities
together with their low vapor pressures are useful for seals and
bearings.2 Their additional modest conductivities and high
electrochemical stabilities make them interesting for thermo-
electric applications.3–5 Adding nanoparticles (NPs) to ionic
liquids can further improve the system's properties.6 The
addition of charged nanoparticles, for example, can improve
the thermoelectric properties compared to the use of a solvent
alone.7,8 Increasing the electrical conductivity of colloidal
dispersions provides new possibilities, for example, complex
electrolytes for electrochemical devices.6

In the past, several approaches were used to stabilise nano-
particles in ionic liquids. One way is graing of polymers to the
surface of nanoparticles. If the ionic liquid is a good solvent for
the polymer, the polymer swells in the solvent and causes steric
repulsion. Stable colloids of this type were reported in EAN,9,10

EMIM X (X¼ AcO,9 EtSO4
11), BMIM PF6,12 and OctylMIM TFSI.12

These acronyms and the following are listed in the Abbrevia-
tions section.

Another way to achieve stabilisation is based on ion layering of
the ionic liquid around the nanoparticles. Molecular dynamics
(MD) simulations performed by Zhang et al.13 were used to
calculate the free energy of the interaction between two nano-
crystals in a molten salt. Molten salts are the equivalent of ionic
liquids based on inorganic species, with a melting temperature
above 100 �C. Their simulations showed that the decay length
and the amplitude of the force induced by the oscillatory layering
of ions are greater than those of van der Waals forces. This leads
to colloidal stability. The layering close to the surface was recently
experimentally determined by the same group using X-ray pair
distribution analysis of nanoparticles in molten salts.14 This
layering at the interface was used to explain colloidal stability for
three types of nanoparticle surfaces: bare (i.e. oxides coated with
hydroxyl species), coated with small organic ligands, and coated
with surfactants having groups that imitate the groups of the
ionic liquids. Bare nanoparticles have been reported to form
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stable colloids in EMIMX (X¼ AcO,9 BF4,15 SCN,9 EtSO4
13), BMIM

X (X ¼ BF4,13–16 Cl,13,14 Br,14 I13,14), OHEMIM TFSI,15 and DEME
TFSI.15 However, the surface charge is usually not mentioned.
Stable colloids with nanoparticles coated with small organic
ligands have been reported in trihexyl(tetradecyl)phosphonium
bis(2,4,4-trimethylpentylphosphinate)13 and EAN.17,18 Surfactants
having groups that imitate the groups of the ionic liquids are
used to stabilise nanoparticles in EMIM TFSI,19 BMIM X (X ¼
TFSI,20 BF4 21), and CrMIM X (r ¼ 6, 7, 8 and X ¼ TFSI;2 r ¼ 2, 4, 6
and X ¼ BF4 22).

However, ionic liquids with their numerous combinations23

of anions and cations are very different frommolecular solvents
and the stability of ionic liquid-based colloidal solutions has
been neither perfectly understood nor predictable to date.24

Despite the enormous variety of ionic liquids, studies were in
general focused on a small number of ionic liquids. This raises
the question of whether the results for each system are a specic
case and whether these ndings are applicable to other systems.
Only one group provided an overall picture about colloidal
stability, however, mainly in molten salts.13,14 Ueno et al.15

studied the stability of hydrophilic silica particles in 11 ionic
liquids, which produced some well dispersed systems according
to rheological measurements. The stability was attributed to
specic interactions between the surface-bound OH and one of
the ions of the ionic liquid.

To the best of our knowledge, no overall experimental study
exists on the colloidal stability of nanoparticles in room
temperature ionic liquids, with a well described or controlled
nanoparticle-ionic liquid interface, yet. Especially in systems
with charged nanoparticles, counter-ions are almost never
mentioned, although they are essential as they balance the
charge in the initial solvent before transferring the nano-
particles to the ionic liquid. However, Mamusa et al.17,18 and
Guibert et al.10 proved that the nature of these counter-ions
inuences the colloidal stability in the ionic liquid despite their
low concentration compared to the ions from the ionic liquid.
In addition, Nordström et al. observed an increased stability
range of fumed silica particles due to the addition of Li+ ions.25

These observations are in accordance with studies analysing the
nanostructure at the interface between ionic liquids and
chargeable surfaces like gold26 and graphite.27 In all the exper-
iments the interfacial structure was modied when small
quantities of Li+ or Cl� ions were added and the surface
potential was changed.

This work examines routes to properly disperse oxide
nanoparticles, in this case (magnetic) iron oxides, in a large
variety of ionic liquids, carefully controlling the solid–liquid
interface, in order to give an overall picture of stability in ionic
liquid-based colloids. The aim is to determine key parameters
for colloidal stability, emphasising the role of: (i) the nature of
the cations and anions of the ionic liquid, (ii) the nature of the
nanoparticles' surface, (iii) the counter-ions, and (iv) the
method of transfer of the nanoparticles to the ionic liquid. The
characterisation methods of optical microscopy, transmission
electron microscopy (TEM), Dynamic Light Scattering (DLS),
small angle X-ray/neutron scattering (SAXS/SANS) and magnetic
measurements are used in order to determine if these systems

are suitable for applications. Moreover, the colloidal dispersion
stability is examined over time and under a magnetic eld.

2 Experiments
2.1 Materials

The products purchased and used as received are listed in
Section S-1.1 of the ESI† except for the ionic liquids, which are
listed in Fig. 1.

2.2 The selected ionic liquids

Ionic liquids are chosen in order to test several families of cations
and anions, stable at temperatures equal to or higher than 200
�C, Fig. 1. In one series of seven ionic liquids the cation is varied
keeping the anion the same, in this case TFSI. Cations based on
imidazolium, pyrrolidinium and ammonium are tested as well as
the inuence of the substituents on the imidazolium core. In the
other series of six ionic liquids the cation was kept the same
(EMIM) and the anion was varied (anions including uorinated,

Fig. 1 Ionic liquids studied (properties in Table S-1, ESI†).
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carboxylic and phosphorus groups). Their properties (water
content, water uptake, density, viscosity, refractive index, and
miscibility with water) are shown in Table S-1 of the ESI.† All
ionic liquids were supplied by SOLVIONIC.

2.3 Dispersion of nanoparticles in molecular solvents

In view of applications, the synthesis of nanoparticles in water
is much cheaper and simpler than in ionic liquids. In addition,
among oxides, iron oxides are easy to produce as nanometric
particles. This is why maghemite iron oxide is chosen as it is
formed at room temperature in water. In this work, the same
batch of maghemite (g-Fe2O3) nanoparticles is used for all
experiments. It is prepared by co-precipitation in water of FeII

and FeIII solutions.28 The detailed synthesis is described in
Section S-1.2 of the ESI.† Fig. 2 shows a TEM image (a) and
a HRTEM image (b) of these particles. Their diameter is ob-
tained from a log-normal t of the size distribution, shown in
(c), with amedian diameter of 8.7 nm and a polydispersity index
s ¼ 0.3.

Aer the synthesis in water, the pH of the dispersion is
around 2 and the nanoparticles bear a positive surface charge
compensated by nitrate counter-ions. In the second step, their
interface (ligand and counter-ion) is modied (still in water)
and they can be transferred to DMSO29 in order to elucidate the
importance of the initial molecular solvent (water or DMSO). In
these molecular solvents, the sign of the charge of the oxide
surface can be changed by varying the pH with acids or bases,
leading to a positive or a negative surface, respectively. In
addition, the nature of the surface charge can be modied. For
more details see Section S-1.3 of the ESI.†

Here, three types of nanoparticle surfaces are studied to test
the function of the surface: bare nanoparticles with hydroxyl
groups on the surface (that can be protonated or deprotonated),
particles coated with citrate molecules and nanoparticles
coated with a polymer (poly acrylate or poly(acrylate-co-mal-
eate)). Besides the sign of the structural charge and the nature
of the charged group producing it, a third signicant parameter
is the nature of the counter-ions of the nanoparticles which

compensate the charge. Li+, Na+, NH4
+, TBA+, and BMIM+ are

used for anionic particles and nitrate (NO3
�), perchlorate

(ClO4
�), benzenesulfonate (C6H6O3S

�), TFSI�, and SMIM+/�

TFSI� are used for cationic ones. Among these, SMIM+/� TFSI�

is the deprotonated form of the ionic liquid HSMIM TFSI.
Indeed, the sulfonate group is a strong acid in water, and thus
the cation HSMIM+ dissociates to form the zwitterion SMIM+/�

and the resulting entity SMIM+/� TFSI� is anionic. In water or
DMSO, as the structural charge of the nanoparticles is large
(around 2 elementary charges per nm2), condensation of a large
number of the counter-ions on the surface occurs. This denes
the effective charge of the moving nanoobjects in the liquid and
therefore of the dispersed oxide nanoparticles together with the
condensed counter-ions. These condensed ions are crucial as
their presence in the moving objects can completely modify the
properties of the nanoparticles, for instance their thermo-
diffusion.30 Finally, the amount of free electrolyte can be
changed in order to modulate the range of the electrostatic
repulsive interaction in molecular solvents. This parameter will
not be explored here.

The volume fraction of nanoparticles in the initial molecular
solvent FNP is 1 vol%, except for most of the nanoparticles
coated with polymers, for which FNP ¼ 0.1 vol%.

2.4 Routes of transfer towards ionic liquids

In order to avoid any irreversible aggregation, which is likely to
occur in the dry state, the particles are kept solvated in water or
DMSO all through the nanoparticle surface modications. The
dispersions are mixed with a similar volume of the ionic liquids.
DMSO is miscible with all the tested ionic liquids unlike water
which is immiscible with some of them (tested in 50 : 50
mixtures, Table S-1, ESI†). In the last step, the molecular solvent
is removed by freeze-drying. Ionic liquids do not evaporate in
this process due to their low vapor pressure. Fig. 3 shows
pictures of the samples before and aer freeze-drying for
different typical situations. Dispersions in ionic liquids can be
obtained from initially occulated systems in water (brown
colour, case a). When two phases exist aer addition of the ionic
liquid, phase transfer towards the ionic liquid rich phase can

Fig. 2 (a) TEM and (b) HRTEM images of the maghemite nanoparticles
and (c) their size distribution fitted using a log-normal distribution.

Fig. 3 Pictures of the samples before and after freeze-drying for
possible transfer routes including at least one stable phase during the
process. (a) An unstable sample becomes stable after freeze-drying
(a*); stable (b) two-phase and (c) one-phase samples remain stable
after freeze-drying (b* and c*); stable (d) two-phase and (e) one-phase
samples become unstable after freeze-drying (d* and e*).
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occur. This phase is always the bottom one as ionic liquids'
densities are higher than the ones of water and DMSO (Table S-
1, ESI†). Nanoparticles can disperse in this bottom phase (cases
b and d), which may not be the case in the ionic liquid aer
freeze-drying (case d*). When the initial solvent and the ionic
liquid are miscible, the nanoparticles can be dispersed in this
mixture (cases c and e). However, this does not preclude the
result aer freeze-drying (case e*). Indeed, a occulated initial
sample can also be occulated in the ionic liquid aer freeze-
drying. In conclusion, the initial state of aggregation in the
molecular solvent (they are known to be reversible ocs here)
and in the intermediate state in the mixture cannot be used to
forecast the nal state in the ionic liquid.

2.5 Analyses of the sample

The ionic liquid-based colloids are analysed on several spatial
length scales and over time. Visual observation is performed on
the mm-scale. Maghemite absorbs visible light in the blue and
green wavelengths. Unstable suspensions appear turbid and
brownish due to visible light scattering (Fig. 3a, d* and e*).
Regarding the other samples in Fig. 3, stable dispersions appear
dark red saturating to black with increasing nanoparticle
volume fractions. If the sample looks stable, optical microscopy
is performed in order to detect agglomerates on the micrometre
scale. If none are observed, the sample is analysed by DLS. If the
apparent diameter extracted from DLS is lower than 100 nm,
SAXS and SANS measurements are performed. The viscosity of
the nal dispersions is difficult to determine accurately as it is
highly dependent on the water traces23 and on the other addi-
tives in the dispersions. Therefore, the diffusion coefficient and
the apparent diameter determined by DLS are not always
accurate (Section S-1.4.4, ESI†). Thus, small angle scattering
(SAS, with neutrons (SANS) or with X-rays (SAXS)) is used to
study the nanostructure and DLS is restricted to study the
sample ageing (properly kept in a dry atmosphere), as the
comparison between signals over time is reliable. Note that SAS
is preferred to in situ TEM, which could be possible as ionic
liquids do not evaporate,9,12,21,24 because it averages the whole
sample and gives more precise information, especially on
interparticle interactions. A laboratory SAXS instrument is used
(l ¼ 1.54 Å and Q-range 0.004–0.2 Å�1). However, the samples
strongly absorb X-rays due to the ionic liquid itself and due to
the iron atoms. Thus, either the transmission is low when using
classical capillaries (around 1 mm thick) or the thickness is not
accurate when reducing the thickness under 100 microns with
home-made cells. As a consequence, absolute intensity cannot
be determined and the high Q region (>0.1 Å�1) is highly noisy.
Therefore, SANS is used to determine the absolute intensity, to
explore the high Q region and to check that X-rays do not
damage the samples. The results prove that these SAXS
measurements are reliable in the small Q range (Fig. S-1a, ESI†).
The form factor P(Q) of the nanoparticles is determined from
several measurements at a low nanoparticle concentration in
water and this curve is used for all samples in ionic liquids to
determine structural factors S(Q) using S(Q) ¼ I(Q)/(FNP �
contrast � P(Q)).

The value of S(Q / 0) therefore compares the studied
dispersion to a “reference” dispersion of individual nano-
particles without interparticle interaction. The difference can be
due either to interparticle interaction or to a change of the
scattering objects (for example formation of small aggregates).
Evolution of the size or shape of the nanoparticles aer transfer
to the IL can be discarded from the scattered intensity at a large
Q. As normalized intensities in water and the ionic liquid are
similar, the nanoparticles are the same (shown by the SANS data
in Fig. S-1b, ESI†). If the scattering objects are still individual
nanoparticles:

SðQ/0Þ ¼ c ¼ kT

VNP

vFNP

vP
(1)

where P is the osmotic pressure and VNP is the volume of the
nanoparticle. At a low volume fraction FNP,P can be developed
and c can be derived:

P ¼ FNPkT

VNP

ð1þ A2FNPÞ and cx
1

1þ 2A2FNP

(2)

A2 is the second virial coefficient. For individual nano-
particles, A2 > 0 corresponds to repulsive interparticle interac-
tion with c < 1, whereas A2 < 0 corresponds to attractive
interparticle interaction with S(Q / 0) ¼ c > 1. For such indi-
vidual nanoparticles, it has been shown that stable dispersions
of similar maghemite nanoparticles were obtained up to A2
around�20 which corresponds to cx 1.7 at FNP ¼ 1 vol% (and
c x 1.04 at FNP ¼ 0.1 vol%).31 Higher values of S(Q / 0)
indicate that some aggregation occurs and it measures the
number of particles per aggregate.32 These aggregates can be
stable over time or not, depending on the interactions between
them. Hereaer, we will focus on the values of S(Q / 0) to
analyse the differences between the samples.

The colloidal stability of the dispersions is also analysed
under a magnetic eld, which increases the attractive compo-
nent of the interparticle interaction and is a good indication of
the efficiency of the stabilisation (a eld up to 716 kA m�1 ¼
9000 Oe is applied). The iron concentration is determined by
ame atomic absorption spectroscopy (FAAS) in order to obtain
the nanoparticle volume fraction. The technical details and the
implementation of the techniques are detailed in Section S-1.4
of the ESI.†

3 Results and discussion

The rst systematic observation is the impossibility of trans-
ferring uncharged nanoparticles whatever the tested ionic
liquid (rst column in Fig. 4). The nanoparticles thus need to
have a charge in the initial molecular solvent, a condition which
is necessary but not sufficient. Several other parameters have
a decisive impact as shown in Fig. 4. These parameters are the
nature of the initial counter-ions, the nature of the nanoparticle
surface, the nature of the ionic liquid and the route of transfer
(this latter parameter is not shown here but is shown in Table S-
2 of the ESI†).
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Fig. 4 gives the rst assessment of the stability by visual
observation using optical microscopy, usually conrmed by
DLS. In the second step SAXS measurements of homogeneous
samples allow analysis of the nanostructure of the dispersions.
The measured scattered intensity is reproducible while per-
forming several measurements on one sample or on different
samples prepared in the same way. The S(Q / 0) values (given
in Table S-2, ESI†) range between 0.6 (repulsive interaction) and
4.8 (presence of aggregates of approximately 5 nanoparticles).
This means that the scattering objects range from individual
particles to small aggregates of a few nanoparticles depending
on the exact composition.

3.1 Routes of transfer towards ionic liquids

The molecular solvent of the initial dispersion is not always
miscible with the nal ionic liquid. Therefore, two very different
routes of transfer exist: (i) in the case of immiscibility, there is
a phase transfer of the particles between the molecular solvent
and the ionic liquid; (ii) in the case of miscibility, the system
passes through an intermediate state where the nanoparticles
are in a 50 : 50 solvent/ionic liquid mixture, that is, a concen-
trated salt solution. Here water and DMSO were used as the
initial solvents, since water is not miscible with all ionic liquids
(Table S-1, ESI†) but DMSO is. In most cases, there is no visual
difference between these two routes for the resulting dispersion
in the ionic liquid. The stability observed by microscopy is the

same in most cases for both initial molecular solvents (water or
DMSO). However, SAXS shows differences on the nanoscale.
Fig. 5 shows one example of SAXS measurements for nano-
particles dispersed in HEIM TFSI with the same citrate coating
and TBA+ counter-ions but initially dispersed in water or in
DMSO before the transfer to the same ionic liquid. The
normalized intensity shows differences at small wavevectors q <
0.05 Å�1 indicating differences in the nanostructure. The
sample transferred from DMSO scatters more at small q. S(Q/

0) in this case is 5 although S(Q / 0) ¼ 0.8 for the sample
transferred from water. The interaction is thus repulsive in this
latter sample although it is attractive with the formation of
small aggregates when transferred from DMSO. This difference
will be commented on later.

3.2 Nature of the counter-ions

The rst idea concerning counter-ions is to closely adapt them
to the ionic liquid, choosing one ion of the ionic liquid as the
counter-ion. Looking closer at the cases, it can be shown that in
most cases this doesn't lead to colloidal stability.

Positive nanoparticles with hydroxyl ligands in the initial
solvent cannot be dispersed in any ionic liquid shown in Fig. 4
using the counter-ions nitrate, perchlorate, benzenesulfonate or
TFSI�, even in ionic liquids containing TFSI as the anion.
However, if the anionic entity SMIM+/� TFSI� is used as the
counter-ion, these particles can be dispersed in more than half

Fig. 4 Stability observed by eye and optical microscopy. “Yes” means that at least one route produces dispersions with no aggregates on the
micron scale. “No/yes”means that the sample stabilised over time. “No”means that dispersions with aggregates on themicron scale or bigger are
obtained. Groups on the surface: OH: neutral hydroxyl ending groups on the nanoparticles at the point of zero charge of the nanoparticles;
OH2

+: hydroxyl protonated ending groups on the nanoparticles; citrate�: citrate coated nanoparticles; PAA� and PAAMA�: polymer coated
nanoparticles (poly acrylate and poly(acrylate-co-maleate), respectively); SMIM+/� TFSI�: butylsulfonate methylimidazolium bistriflimide (SMIM+/

� being a zwitterion); NO3
�: nitrate; ClO4

�: perchlorate; C6H6O3S
�: benzenesulfonate; TFSI�: bistriflimide; TBA+: tetrabutylammonium; BMIM+:

butylmethylimidazolium; NH4
+: ammonium.* In the case of a collapsed polyelectrolyte. If the polymer is not collapsed, part of the charge is on

the surface of the oxide and part in the solvent, which is a different and more complicated situation. See the text for more information.
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of the tested ionic liquids. Moreover, interestingly, they cannot
be dispersed in the ionic liquid HSMIM TFSI, which is based on
the same species, and they cannot be systematically dispersed
in ionic liquids based on imidazolium cations. In contrast, they
can be dispersed in ammonium based ionic liquids (BAM TFSI
and BMPyrr TFSI). Keeping the same anion, in this case TFSI,
the stability mainly depends on the side chains of the cation,
while keeping the same cation, in this case EMIM, the stability
depends on the nature of the anion. For example, samples
based on ionic liquids with anions containing uorinated
groups (TFSI�, FSI�, and TfO�) yield micron-scale stable
dispersions which is not systematically true for samples based
on ionic liquids with anions containing phosphorus groups
(EP� and DEP�).

For negatively charged nanoparticles in the initial solvent
(i.e. coated with citrate or with a polyelectrolyte), the counter-
ions do not play a major role if the charge is a result of short
negative polymers based on carboxylic groups. In contrast, their
role is crucial if the carboxylic groups come from a small ligand
(here citrate). Sodium and lithium initial counter-ions never
enable dispersion in contrast to tetrabutyl ammonium (TBA+)
and BMIM+, which lead to nanoparticle dispersions in some
ionic liquids. Here again the side groups of the ionic liquid
cation (methyl, butyl.) have more inuence than the nature of
its charged core (imidazolium, pyrrolidinium or ammonium).
On the nanoscale however, additional differences between
counter-ions are observed that cannot be detected with
a microscope. Both TBA+ and BMIM+ lead to dispersions in
HEIM TFSI for similar routes of transfer from water; however,
interparticle interactions are weakly repulsive with TBA+ and
weakly attractive with BMIM+ (Fig. 5). For nanoparticles coated
with short polymers in HSMIM TFSI, interactions are also

weakly repulsive with TBA+ while small aggregates are formed
with NH4

+ or BMIM+ (Fig. 6).

3.3 Nanoparticle surface: organisation and charge

Although similar carboxylic groups produce the nanoparticles'
charge for polyacrylate-based polymers and small citrate
ligands, the nanoparticles cannot be dispersed in the same
ionic liquids with these two coatings. Polymer coated nano-
particles are in particular the only ones tested here which can be
dispersed in HSMIM TFSI.

In water, these short polymers (around 20 monomers) are
strongly adsorbed to the nanoparticles by around ten mono-
mers, the other monomers being free, acting as “hairs”.33 Being
charged, these “hairs” enable a much higher nanoparticle
electric charge to be reached, more than ten times higher than
that with citrate ligands. Therefore, these polymers provide
stabilisation which is both electrostatic and steric in water.

In the ionic liquid, the charged polymers can still behave as
“hairs” around the nanoparticle or collapse on the surface
depending on its solubility in the ionic liquid. A steric contri-
bution to the interparticle interaction can exist and/or some
contribution resulting from induced organisation due to the
charges. This has been seen in EAN where dispersions have
been obtained with similar nanoparticles when coated with
polyacrylate or with a corresponding polyacrylic uncharged
polymer.10

Here, the solubility of the polymer PAA� with NH4
+ counter-

ions (see Section S-1.3.3 of the ESI† for the experimental details)
correlates with the stability reported in Fig. 4 except in HSMIM
TFSI. In this latter ionic liquid, the polymer solubilizes aer
exposure of the ionic liquid to air, which introduces a small
percentage of water. As the nanoparticles are originally
dispersed in water, some water can remain close to their

Fig. 5 SAXS absolute scattered intensities (normalized by the nano-
particle volume fraction FNP x 1 vol% and their contrast with the
solvent) for dispersions of citrated maghemite nanoparticles in HEIM
TFSI with different counter-ions (BMIM+ and TBA+) and as a compar-
ison with the same counter-ion TBA+ for samples once initially
dispersed in water and once in DMSO before transfer to the same ionic
liquid HEIM TFSI.

Fig. 6 SAXS absolute scattered intensities (normalized by the nano-
particle volume fraction FNP x 0.1 vol% and their contrast with the
solvent) for dispersions of polymer coatedmaghemite nanoparticles in
HSMIM TFSI with different counter-ions for PAA� and as a comparison
with the same counter-ion NH4

+ for PAA� and PAAMA� coated
nanoparticles.
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interface aer the transfer to the ionic liquid despite the freeze-
drying process, which explains the dispersion of the nano-
particles in HSMIM TFSI despite the insolubility of the polymer
in the dry HSMIM TFSI.

In the rst situation, i.e. the polymer is soluble in the ionic
liquid (EMIM X with X ¼ AcO, EP, DEP), dispersions can be
obtained; however small aggregates are nearly always present
(Table S-2, ESI†). The steric contribution to repulsion brought
about by the polymer is thus lower than the highest repulsion
that can be obtained without polymers, which is not intuitive.
An inuence of the nature of the counter-ions nevertheless still
exists.

In the second situation, i.e. the polymer is not soluble in the
ionic liquid, the polymer is collapsed on the nanoparticle, and
thus a much smaller steric contribution to repulsion is ex-
pected. Despite a large apparent charge, the nanoparticles are
not dispersed whatever the nature of the counter-ions. This can
originate from a rougher surface or from the higher density of
charge due to the polymer (around 32 mC cm�2 for citrate and
400 mC cm�2 for polyacrylate33). This high value can inuence
the structuring of the ionic liquid at the surface34–36 and could
be the origin for the difference in colloidal stability between
nanoparticles coated with small citrate ligands or larger poly-
mers containing the same carboxylate groups. This will be dis-
cussed in more detail later.

3.4 Discussion: which are the key parameters?

The presented results conrm the major role of the solid–liquid
interface, through the charge of the nanoparticles and the
nature of the molecules close to the surface, in order to produce
a repulsive contribution to the interaction able to counterbal-
ance the attractive van der Waals (plus in this case also
magnetic dipolar) interaction leading to a stable colloidal
dispersion in ionic liquids. This generalizes the previous nd-
ings in one particular ionic liquid, EAN.18 The role of the
transfer route and of the nature of the charges is also high-
lighted here. Moreover, the experiments evidence that, whatever
the ionic liquid, a combination can be found in order to obtain
colloidal dispersions. What is hidden behind these
observations?

Layering of ionic liquids on at surfaces has been evidenced
for a long time using several experimental techniques37–39 and
numerical simulations.36,40–43 It depends on the nature of the
surface, on its charge, on the amount of water and on the ionic
liquid. This layering is assumed to be at the origin of the
colloidal stability in ionic liquids if the number of ionic layers is
sufficient. Very recently evidenced on nanoparticles in molten
salts, which are cousins of ionic liquids melting at higher
temperature, and in BMIM I, the organisation of the ions close
to the solid has been studied by X-ray PDF analysis.14 This is
supported by previous13 and new14 numerical simulations.
These authors correlate the colloidal stability with the affinity of
themolten salt for the nanoparticle surface. Their nanoparticles
are based on variousmaterials and dispersed in themolten salts
aer removing the initial ligands present in the original organic
solvent used for synthesis, without an additional control of the

nanoparticle surface. Here in contrast, we focus on nano-
particles all made from the same material with ne tuning of
their surface.

Here the nanoparticle surface is modied in the initial step
of the preparation in the molecular solvent, where nano-
particles are charged, this charge being compensated in their
neighbourhood by an equal number of counter-ions. The
charge on the iron oxide nanoparticles is the structural charge
ZNP. As it is large here (around 1–2 charges per nm2, ZNP around
250–500 for bare and citrate coated nanoparticles and even
more for the polymer coated ones‡), a large portion of the
counter-ions is condensed on the nanoparticles, resulting in
a smaller effective charge at the surface of this layer of bound
counter-ions. This effective charge in the molecular solvent is
compensated by the free counter-ions which are around the
nanoparticles in the diffuse layer. An electrolyte composed of
the counter-ions and an ion of opposite charge, i.e. a co-ion, is
present in the initial colloidal dispersions in molecular
solvents, with concentrations usually lower than 0.1 mol L�1.

While transferring these nano-objects from the initial
molecular solvent towards the ionic liquid, the electrolyte
mentioned above is diluted in a much larger concentration of
ions of the ionic liquid. Concerning the counter-ions of the
nanoparticles, many situations can occur: the initial condensed
counter-ions of the nanoparticles can stay around the nano-
particles or they can be exchanged with ions from the ionic
liquid. Any intermediate situation can also be encountered.
Therefore, the effective charge at the surface of the rst layer of
bound counter-ions may differ in the ionic liquid compared to
the initial value in the molecular solvent.

Considering the spatial distribution of ions, on a random
basis, the initial free counter-ions of the nanoparticles should
be distributed over the whole volume, and the initial condensed
counter-ions could be replaced by the ions of the same charge
from the ionic liquid. However, it was observed in EAN that
some of the condensed initial counter-ions of sodium and
lithium stayed close to the nanoparticle, explaining the differ-
ence in the nanostructure in the corresponding dispersions in
EAN.18 In the present experiments, the inuence of counter-ions
(Fig. 4–6) also proves that at least some of them stay close to the
interface. They generate a particular ionic liquid organisation,
and therefore modify the interparticle interactions, the nano-
structure and the stability. This inuence of the counter-ions
can be due to their affinity with cations, anions and the nano-
particles' surface, to their interaction with water, and to their
size compared to that of the cations and anions of the ionic
liquid. For example, Na+ and Li+ are small compared to the
cations and anions of the scanned ionic liquids, which can
strongly inuence (destroy or improve) any spatially oscillating
structural organisation of ionic liquid ions around the nano-
particles. Similar localisations of species at the interface can be
deduced from the experiments of Zhang et al.: they managed to
disperse nanoparticles in an ionic liquid where these

‡ If the polymer is not collapsed, part of the charge is on the surface of the oxide
and part in the solvent, which is a different and more complicated situation. See
the text for more information.
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nanoparticles were occulated by adding a small amount of
another ionic liquid which allowed their dispersion.13 Local-
isation of lithium ions added as LiBF4 in BMIMBF4 on fumed
silica particles has also been reported from spectroscopic
measurements.25 Finally, experiments analysing the nano-
structure of ionic liquids at the surface of chargeable at
surfaces like gold26 and graphite27 show that the interfacial
structure is modied when small quantities of Li+ or Cl� ions
are added and if the surface potential and the resulting density
of charge are changed. The inuence of the initial counter-ions
thus comes from their possible localisation at the solid–liquid
interface, which also depends on the nanoparticles' surface
charge and on the details of the different molecules at the
interface.

It is not only the counter-ions that are important but also the
value of the nanoparticles' structural charge ZNP on their
surface, through its density s. Indeed, the surface structures
vary with the supercial surface charge densities s, as evidenced
bymolecular dynamics simulations36,40,42,43 and experiments, for
example, on at conductive surfaces38,43,44 changing the electric
potential applied on the solid electrode. Looking deeper into
the details of the phenomena obtained from simulations,42 the
structure close to a at charged surface strongly depends on the
surface charge density s and on the nature of the ion of opposite
charge in the IL. For this counter-ion, they dene Qmax

ion , the

maximal density of the counter-ions that can be accumulated in
the rst layer of pure counter-ions close to the charged solid
surface. Values of Qmax

ion were calculated by means of molecular
dynamics simulations45 for several representative ions, not
considering the inuence of co-ions (the same sign of charge as
the surface). The values for the ones used here are�45 mC cm�2

for BMIM+, �30 mC cm�2 for TBA+, and ��50 mC cm�2 for
TFSI�. |Qmax

ion | is bigger for smaller ions as more ions can t in
the same area. For example, the value for BF4

� is ��100 mC
cm�2 and such high absolute values are expected here for the
alkaline cations sodium and lithium and for the anions nitrate
and perchlorate.

On an uncharged surface, where s/Qmax
ion ¼ 0, the ionic liquid

is seen to organise in the plane of the surface but not perpen-
dicular to it. The rst layer close to the surface contains cations
and anions. An increase in the charge, while |s/Qmax

ion | < 1, can be
compensated by counter-ions in the rst layer. Each counter-ion
occupies less space than the area per surface charge available.
Therefore, the amount of counter-ions in the rst layer can be
larger than the surface charge. This organisation is sometimes
called overscreening in the literature.46 If the rst layer is not
fully lled with counter-ions, then co-ions will complete the
layer.27 In the direction perpendicular to the surface, layers are
formed with an oscillatory/multilayer structure of counter- and
co-ions and with a maximal number of layers around |s/Qmax

ion |¼

Fig. 7 Summary of the different possibilities at the interface of the nanoparticles, charged or not, in an ionic liquid. This indicates the main
parameters to tune in order to obtain stable ionic liquid-based colloids. Red boxes: conditions leading to unstable systems. Green boxes:
conditions leading to stable dispersions. The diagrams show possible organisations close to the charged solid interface in the case of a positive
structural charge of the nanoparticle: the dark blue ions are the initial counter-ions of the nanoparticles, the light blue ions are the counter-ions
from the ionic liquid, and the yellow ions are the co-ions of the ionic liquid. The photos show the two situations: on the right of the tube, the
magnet traps the liquid when a stable colloidal suspension is obtained as the nanoparticles move with the liquid (b). In contrast, the magnet only
traps the nanoparticles when colloidal stability is not reached and the solvent flows at the bottom of the tube (a).
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0.5. If |s| ¼ |Qmax
ion |, a monolayer of counter-ions is formed,

which compensates for the surface charge. The ionic liquid
structure aer this rst layer is bulk-like. If |s/Qmax

ion |>1, crowd-
ing (sometimes called a monotonic structure) occurs, rst
described by Bazant et al.46 This means that counter-ions
accumulate in more than one layer close to the charged surface
because this charge is very high and because the bulky counter-
ions cannot compensate for this charge with one dense layer of
pure counter-ions. Crowding was observed experimentally by an
X-ray reectivity study47 in an ionic liquid containing bistri-
imide (TFSI) starting from a surface charge density of �50 mC
cm�2 which is in agreement with the simulated value for Qmax

ion .
On the basis of all these elements, some of the different

possibilities of organisation close to the surface are shown in
Fig. 7 in the case of ideal nanoparticles, showing in particular
overscreening leading to a multilayer structure or crowding.
Additional counter-ions different from the ones of the ionic
liquid are considered as they are present in our experiments
(they are the initial counter-ions of the particles, localised close
to the nanoparticle surface in the ionic liquid). This means that
an effective Qmax

ion for a mixed layer of two kinds of counter-ions
needs to be dened, which can hugely modify the layering close
to the solid compared to a layer with one type of counter-ion.
Real nanoparticles are rougher, which will inuence the struc-
turing of the ionic liquids compared to a at surface.34–36 Also,
the curved surface can inuence the layering; however |s/Qmax

ion |
should remain an important parameter.

Fig. 7 also summarises what these observations tell us about
the colloidal stability observed in this study. Firstly, if the
nanoparticle has no structural charge prior to the transfer to the
ionic liquid, no dispersion will form in any ionic liquid, as we
observe here. Indeed, there is no impetus from which an
ordered multilayer structure can arise. When this structure is
not present there is no phenomenon that can produce any
repulsive effect between nanoparticles, and therefore the
dispersed nanoparticles are observed to coagulate and
sediment.

Secondly, when the surface charge density of the nano-
particle is in the range 16 to 32 mC cm�2 (hydroxyl or citrate
coated nanoparticles), |s/Qmax

ion | remains between 0 and 1
producing layering of the ionic liquid inuenced by the nature
of the counter-ion. Looking for an example in the case of citrate
coated nanoparticles in BMIM TFSI (Fig. 4), both TBA+ and
BMIM+ initial counter-ions facilitate dispersion of the nano-
particles. Differences between the two samples nevertheless
appear in the analysis of interactions (Table S-2, ESI†). However,
if the initial counter-ions are Li+ or Na+, which stay at the
interface in the ionic liquid, the effective |s/Qmax

ion | is lower due
to their small size and the structuring induced is not sufficient,
which is consistent with the impossibility of stabilising the
nanoparticles. Li+ or Na+ always destroys the stability here (Fig.
4). However, the use of Li+ or Na+ as initial counter-ions can lead
to colloidal stability in the ionic liquid EAN17,18 whose cation
and anion sizes are smaller than those of the ones tested here.
Therefore, the s/Qmax

ion ratio is closer to the optimum of 0.5 and
a multilayer structure can be formed that leads to colloidal
stability. Moreover, Na+ led to better colloidal stability than Li+

and EA+ as the size matching with the EAN ions is better and
therefore the s/Qmax

ion ratio is closer to the optimum of 0.5 for
Na+. In contrast, the ratio is smaller for Li+ and bigger for EA+

leading to fewer multilayers and therefore worse/no colloidal
stability.

Thirdly, if the charge is much larger (200–300 mC cm�2, for
collapsed polyelectrolytes), |s/Qmax

ion | > 1, which corresponds to
the crowding regime. This does not allow the stabilisation of the
nanoparticles in the IL, whatever the counter-ion, which
conrms that layering of the ionic liquid close to the solid
surface is essential.

However, for a given structural charge of the nanoparticles,
our results also highlight the inuence of both the anions and
the cations of the ionic liquid, i.e. not only of the counter-ions
but also of the co-ions (referring to the charge of the solid
surface). Indeed, for example, for positive surfaces obtained
with SMIM+/� species condensed on the nanoparticles' surface,
taking similar TFSI� ionic liquid anions constituting the layer
close to SMIM+/�, the dispersion state depends on the nature of
the cation (Fig. 4). However, the structural surface charge
density does not govern the organization on its own either.
Here, for similar s values (positive or negative nanoparticles
with citrate), with counter-ions of similar Qmax

ion (TFSI� and
BMIM+), a dispersion is obtained for negative nanoparticles
with BMIM+ counter-ions while no dispersion is obtained for
positive nanoparticles with TFSI� counter-ions. This is probably
due to a variation of s/Qmax

ion , which in fact depends on all the
species: the sign of the supercial solid charge, nature of this
charge, and nature of the co-ions. Indeed, for a given surface,
the extent of the layering depends on the cation/anion couple.35

The ratio s/Qmax
ion will thus depend on the substituents of the

cations (size of the alkyl chains, for example, here HEIM TFSI
and EMIM TFSI are not equivalent for dispersing the same
nanoparticles) and also on the different interactions (for
example, changing the ethyl group for an alcohol as in POMI
TFSI, able to form hydrogen bonds). This is why these groups
appear more important than the nature of the positive group in
the cation. There is also a strong inuence of the nature of the
anion for a given cation (here EMIM). Indeed, the shape of the
anion can modulate the accessibility of the negative charge and
thus the interactions with neighbouring species, thus s/
Qmax

ion . This is consistent with their huge inuence on many
properties, for example water uptake (Table S-1 in ESI†),
conductivities,48 or Seebeck coefficients.49

Consequently, the strength of the interparticle repulsion is
governed not only by the value of the surface charge of the
nanoparticles but also by the size and nature of the counter-
ions, which either come from the ionic liquids or are different
ions introduced on purpose as they can localise at the interface
and produce a different organisation of the ions. However, it is
not only the ions of opposite sign to that of the surface, i.e. the
counter-ions, that are important. The co-ions of the same sign
are also crucial as the structure results from the coupling of
anions and cations.

Finally, a supplementary parameter, frequently hidden,
should be mentioned. Indeed, the remaining water, which is
always present in ionic liquids despite careful drying, can hugely
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modify interfaces if it localises there; therefore it can strongly
inuence the behaviour. In the present case, water is the initial
solvent used for maghemite synthesis and some water can
remain aer the transfer of the nanoparticles to DMSO and to the
ionic liquids. This water content can solvate the oxide surface
groups or the counter-ions, if it remains close to the interface. Its
inuence is moreover very clear looking at the effect of water
uptake (by simply keeping the samples in contact with air). It can
destabilise some samples in a few seconds (for example all
samples based on citrate coated nanoparticles) or can have no
impact aer several months (for example for bare nanoparticles
with SMIM+/� TFSI� counter-ions in EMIM TFSI, the sample
shown in Fig. 8a, red squares, and Fig. 8b, red squares and blue
triangles).

The role of water in the structure has been directly evidenced
from surface force apparatus (SFA) measurements on mica with
EMIM TFSI.39 The structuring of the ionic liquid close to the
mica increased when water was added. This was attributed to
a modication of the interface by the solvation of K+ counter-
ions by water which resulted in an increase of the effective
charge of the mica surface. In contrast, for EMIM TFSI on
carbon, no difference was detected for the interfacial structure
up to water contents of around 3 wt% for surface potentials
compatible with AFM measurements.27

As a result, no systematic behaviour can be predicted for
water as it will depend on its mechanism of action in each
system, and therefore on the details of the solid–liquid inter-
face. However, the remaining water or solvent, in this case
DMSO, can explain the inuence of the route of transfer as the
amount and nature of the remaining molecules at the interface
can also change the layering and thus the nanostructure.
Finally, it should be kept in mind that such remaining mole-
cules of solvent should be considered a tuning parameter as
they can either destroy or improve the colloidal stability.

Lastly, recent studies have evidenced the existence of a long-
range repulsive force between two mica surfaces of the same
charge in ionic liquids.50–53 This contribution may also play
a role in the colloidal stability in ionic liquids.

4 Towards applications

Ionic liquid-based colloids will only be suitable for application
if they remain stable during use over a long term. DLS
measurements repeated several months apart give information
on the long-term evolution of the sample. DLS shows that in all
the tested ionic liquids at least one set of parameters leads to
a long-term stable sample. It is not only samples with c < 1
(repulsive interparticle interaction) that are stable over months
but also samples for which 1 < S(Q / 0) < 3.5, that is, slightly
attractive or with small aggregates. Among these samples stable
in the long term, 3 are chosen to illustrate the following situa-
tions of interparticle interactions: S(Q/ 0)¼ c < 1, S(Q/ 0)¼
c x 1 or S(Q / 0) > 1 (Fig. 8). At the volume fraction of the
experiments, the characteristic time deduced from the DLS
correlation curve can be converted to an effective size consid-
ering the viscosity of the solvent. However, as already
mentioned, the viscosities are not precisely known and the sizes
are considered orders of magnitude. The values obtained are
nevertheless compatible with the other information on the
nanoparticle size from SAXS (Section S-1.4.4, ESI†). Therefore,
the shis shown in Fig. 8 are mainly due to the different
viscosities of the solvents. In each solvent, the curves measured
months apart overlap for the selected samples, and hence these
samples are long-term stable.

The strength of the stability can also be assessed thanks to
the magnetic properties of the NPs. An applied magnetic eld H
induces anisotropic interparticle interaction due to the orien-
tation of the magnetic dipoles of the nanoparticles in the
applied eld, attractive on average. The maximum value of H for
which stability is maintained gives an indication of the strength
of the repulsive interaction. This is tested by analysing the

Fig. 8 Top: Absolute scattered intensities (normalised by the nano-
particle volume fraction FNP x 1 vol% and their contrast with the
solvent) obtained from SAXS. Bottom: Normalised auto-correlation
function G1 from DLS after preparation and after several months. The
shift between the samples is due to their different viscosities at 25 �C.
Nanoparticles in BAM TFSI (h ¼ 113 cP 23) and EMIM TFSI (h ¼ 34 cP 23)
have OH2

+ on their surface and SMIM+/� TFSI� as counter-ions; the
nanoparticles in EMIM EP (h¼ 241 cP 23) are coated with poly(acrylate-
co-maleate)� and have TBA+ as counter-ions.
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scattering pattern of a laser beam passing through the sample
under the eld. The dispersion is stable if no diffraction is
observed. If a diffraction line perpendicular to the eld direc-
tion is obtained,54 it means that a second magnetic phase or big
aggregates elongated along the applied eld are induced. Here
several samples are stable up to an applied magnetic eld of 716
kA m�1 including the three samples shown in Fig. 8. These
results conrm that a strong repulsion between particles exists.

As the samples are stable under the eld, magnetisation
curves can be measured. The normalised data are plotted as
a function of the applied eld (Fig. 9) for two samples in ionic
liquids (one case of slightly attractive interparticle interaction
and one case of repulsive interaction) and compared with the
original sample in water. The similarity of the three curves
shows that all NPs are transferred to the ionic liquid, retaining
their magnetic properties. Note that this also conrms that the
chemical composition of the NPs is stable over time and that
their size distribution is maintained.

Consequently, colloidal dispersions stable in the long run
have been produced. Due to the magnetic properties of the NPs,
they moreover fulll the denition of magnetic uids (or fer-
rouids).55,56 A ferrouid is a colloidal dispersion of magnetic
particles which are magnetic monodomains with a diameter
around 10 nm, stable in the long term. It has the usual prop-
erties of a liquid but behaves like a liquid paramagnet. It moves
as a whole in the direction of the highest magnetic eld and
retains its liquid properties in a uniform magnetic eld H.
These characteristics make it an interesting liquid for a number
of applications, including, for example, sealing, damping and
hydrodynamic bearings. Combining this with the properties of
ionic liquids leads to the possibility of new applications in high

temperature environments, at low pressures and at high volt-
ages, for instance.2

5 Conclusion

A set of 12 ionic liquids changing either the cation for a given
anion or the anion for a given cation is used to disperse iron
oxide nanoparticles. In order to identify the key parameters to
obtain stable colloidal dispersions, the oxide nanoparticle
interface is carefully tuned in a molecular solvent before
transferring towards an ionic liquid, without passing through
the powder state.

Fig. 7 shows a scheme of the main parameters. Two very
different situations occur depending on the charge of the
nanoparticles. Uncharged nanoparticles without coatings
cannot be directly dispersed in these ionic liquids. However,
introducing steric repulsion from adsorbed polymers or other
molecules can produce stable colloidal dispersions, a stabilisa-
tion method which was not analysed here. In contrast, bare
charged nanoparticles can be dispersed thanks to a spatially
oscillating multilayer structure formed by the cations and
anions of the ionic liquid, which can overcome the attractive
contributions to the interparticle interaction. The efficiency of
the repulsion depends on the surface occupied by one nano-
particle's counter-ion compared to the area occupied by one
supercial charge on the bare nanoparticle. The ratio needs to
be between zero and one to create a layering between the solid
surface and the bulk ionic liquid. The diagrams in Fig. 7 show
that the structural surface charge should not be too low (no
layering of the ionic liquid) or too high (crowding of the ionic
liquid) in order to induce an appropriate layering of the ions
around the nanoparticle.

Another important key parameter is the nature of the
nanoparticles' counter-ions initially introduced (they may differ
from the ones of the ionic liquid), because of their possible
localisation at the solid–liquid charged interface. They modify
the layers close to the interface, and thus the dispersion state.
As changing the bare charge density of the solid oxide surface is
not always experimentally easy, varying these localised counter-
ions enables solids and ionic liquids to become compatible.

A coating of charged polymers on the nanoparticles was used
to increase the structural surface charge of the nanoparticles
and to add a steric contribution to the repulsion. Although
stable dispersions can be obtained when the polymer produces
a steric repulsive contribution, surprisingly the repulsion is
weaker than the one induced by the organisation of ionic
liquids on the bare charged nanoparticle surface.

It is not only the nature of the counter-ions that hugely
inuences the layering at the interface but also the nature of the
co-ions and all other species that can locate at the interface like
amounts of residual water. This repulsion produced by the
layering depends on the geometry and on the nature of the
chemical groups of all the species. Therefore, tiny modications
can switch the balance of interaction from repulsive to attrac-
tive, and thus switch the structure from individually dispersed
nanoparticles to small aggregates.

Fig. 9 Magnetization divided by the volume fraction of nanoparticles
(1.53 � 0.03 vol% in water, 0.96 � 0.03 vol% in EMIM TFSI and 1.00 �
0.03 vol% in EMIM EP) and the saturation magnetization (ms(water) ¼
278� 17 kAm�1,ms(EMIM TFSI)¼ 292� 18 kAm�1 andms(EMIM EP)¼
278 � 17 kA m�1) as a function of the applied magnetic field H. The
error bars are around 6%, due to an uncertainty of 0.03% for the
concentration determination by FAAS and an uncertainty of 2% for the
volume of the ferrofluid in the magnetic measurements.
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This study thus identies the key parameters and suggests
that conditions allowing long-term colloidal dispersion can be
found in the vast majority of ionic liquids despite their diversity.
Indeed, stable colloidal dispersions were produced here what-
ever the ionic liquid for a particular composition set. However,
the exact combination of species which will provide stability for
a given ionic liquid cannot be foreseen yet.

Summarising the interesting sample properties for applica-
tions, the colloidal dispersions obtained are stable in the long
run, and they fulll the characteristics of ferrouids, thanks to
the magnetic properties of the chosen nanoparticles, retaining
their stability under a magnetic eld, and they have an
increased electrical conductivity compared to the usual molec-
ular solvents, leading to new opportunities.

In the future, it would be interesting to investigate mixtures
of ionic liquids and molecular solvents to better understand the
role of uncharged molecules. The behaviour at higher temper-
atures, which is an interesting specic property of ionic liquids,
would also be important to explore.
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Abbreviations

AcO Acetate
BF4 Tetrauoroborate
BMIM 1-Butyl-3-methylimidazolium
DEME N,N-Diethyl-N-methyl-N-(2-methoxyethyl)

ammonium
Cr (r ¼ 2, 4, 6, 7,
8)

Ethyl, butyl, hexyl, heptyl, octyl

EAN Ethylammonium nitrate
EMIM 1-Ethyl-3-methylimidazolium
EtSO4 Ethyl sulphate
OctylMIM 1-Octyl-3-methylimidazolium
OHEMIM 1-(2-Hydroxyethyl)-3-methylimidazolium
PF6 Hexauorophosphate
SCN Thiocyanate
TFSI Bis(triuoromethane)sulfonimide
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SUPPLEMENTARY INFORMATION

S-1 Experimental section

S-1.1 Materials
The following materials were used without further purification:
Citric acid (H3Cit*H2O, purity > 99%, NORMAPUR); Poly (acrylic acid sodium salt) (PAA Na, average Mw = 2100 g/mol,
SIGMA-ALDRICH); Poly (acrylic acid) (PAA, average Mw = 2000 g/mol, 63wt%, Acros Organics); Poly (Acrylic co-Maleic
Acid) solution (PAAMA, average Mw = 3000 g/mol, 50 wt% in H2O, SIGMA-ALDRICH); ammonia solution (20%, VWR),
sodium hydroxide (NaOH pellets, 98%, Acros Organics); dimethyl sulfoxide (DMSO, technical, VWR); Tetrabutylammonium
hydroxide 30-hydrate (TBAOH*30H2O, purity > 99%, SIGMA-ALDRICH); HClO4 (65 wt% in water, VWR); hydrochloric
acid (HCl, 37% water solution, AnalaR Normapur); iron(II) chloride (FeCl2*4H2O, AnalaR Normapur, VWR); iron(III)
chloride (FeCl3*6H2O, Prolabo); iron(III) nitrate (Fe(NO3)3*9H2O, technical, VWR); acetone (technical, VWR); diethyl ether
(purity 99.8%, AnalaR Normapur); Nitric acid (HNO3, 69.5% water solution, Carlo Erba); Lithium Hydroxide (LiOH*H2O,
purity > 99%, Fluka BioChemika); HTFSI (purity 95%, Fluorochem); 1-Methylimidazole (C4H6N2, purity 99%, Acros
Organics); 1-Bromobutane (C4H9Br, purity 99%, Acros Organics).
BMIMOH was prepared from BMIMBr exchanging the anion using an AMBERLITETM IRN78 resin. The resin was prepared
by the following steps: 1) NaOH (1M) was added 2) washing 3) HCl (1M) was added 4) washing 5) NaOH (1M) was added 6)
washing; the washing was done with ultra-pure water until the pH was between 5.5 and 7 and the number of moles of base
and acid was twice as big as the capacity of the resin. Then, BMIMBr was added and after one hour of stirring the pH was
checked and a small quantity was mixed with Ag (NO3) to test if only BMIMOH was remaining. BMIMBr was prepared by the
alkylation of 1-Methylimidazole and 1-Bromobutane following the procedure of reference1.
Ultra-pure water (Type 1, resistivity of ' 18 MΩcm) is produced from potable water by means of a MILLIPORE DIRECT-Q
system before use.

S-1.2 Synthesis of magnetic nanoparticles in water
Acidic solutions of FeCl2 and FeCl3 were mixed in a stoichiometric ratio and magnetite (Fe3O4) precipitated in a strongly
alkaline medium.5 These spinel type nanoparticles evolve in acidic medium due to their sensitivity to acid attack and oxidation
reactions in the presence of oxygen.6 Therefore, chemical oxidation of magnetite to maghemite at 80◦C (γ-Fe2O3) was
performed with Fe (NO3)3. This leads to long-term stable (for years) maghemite nanoparticles even in strongly acidic medium.
In a final step, after subsequently washing the NPs with acetone and ether, they were dispersed in an aqueous nitric acid
solution the pH of which lies between 1.5 and 2. This is called below the "initial ferrofluid". This standard process produces
nanoparticles of maghemite, as checked by X-Ray diffraction.7, 8

S-1.3 Dispersion of the colloidal dispersions in molecular solvent
Several kinds of nanoparticle differing by their surface have been produced in molecular solvents before their transfer to
ionic liquids: bare nanoparticles with hydroxyl groups on the surface, citrate coated and polymer-coated nanoparticles. Their

1
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Table S-1. Physical and chemical properties of studied ionic liquids measured at 25◦C at PHENIX laboratory*, at
SOLVIONIC** or taken from literature. The miscibility of the ionic liquids with water is given for 50:50 mixtures.

short name CAS initial water water uptake Density viscosity refractive miscible
content* in 15min/24h* index* with water*
in ppm in wt% in g/cm3 in mPa s

BAM TFSI 25827 3-75-5 563±70 <0.1/0.4 1.412 1133 1.409 no
BMPyrr TFSI 223437-11-4 397±50 0.2/0.5 1.39** 813 1.424 no
HSMIM TFSI 909390-59-6 11714±1464 0.1/5.8 1.58* 1711** (22◦C) 1.450 yes
OHPMIM TFSI - 470±59 <0.1/1.3 1.542 1093 1.437 no
BMIM TFSI 174899-83-3 573±72 0.1/0.5 1.444 883 1.427 no
HEIM TFSI - 1231±154 <0.1/1.5 1.572 543 1.423 no
EMIM TFSI 174899-82-2 83±10 <0.1/0.6 1.522 343 1.424 no
EMIM FSI 235789-75-0 48±6 0.1/0.8 1.392 173 1.449 no
EMIM TfO 145022-44-2 324±41 <0.1/3.1 1.382 483 1.434 no
EMIM AcO 143314-17-4 2067±258 0.1/5.1 1.102 1273 1.501 yes
EMIM EP - 72±28 0.2/4.5 1.132 2413 1.485 yes
EMIM DEP 848641-69-0 2145±268 0.2/4.6 1.14** 4013 1.470 yes

preparation is detailed in the following sections.

S-1.3.1 Bare nanoparticles with hydroxyl groups
1M NaOH aqueous solution was added to 1 vol% of initial ferrofluid in water (prepared as described above, with nitric acid, pH
around 1.5) till the point of zero charge (PZC) of maghemite was reached at pH ≈ 7. The nanoparticles were magnetically
precipitated and the supernatant was removed. The particles were washed several times with ultra-pure water until the free
NO3

- concentration was reduced below 10-6 M. At the PZC these uncharged bare nanoparticles have hydroxyl groups on their
surface. To test the influence of the nature of the counter-ion, several different aqueous acids were added, including perchloric
acid (HClO4), benzenesulfonic acid (C6H5SO3H), bistriflimide (HTFSI), and aqueous 1-(4-sulfobutyl)-3-methyl imidazolium
bistriflimide (HSMIM TFSI) solution. For each case the pH was reduced to ≈ 1.5, leading to stable colloids except for the
addition of SMIM+/- TFSI- solution which led to flocculated nanoparticles in water.

S-1.3.2 Citrate coated particles
The addition of citric acid to 1 vol% of initial ferrofluid in water led to sedimented nanoparticles. They were washed several
times with a 10-2 M aqueous citric acid solution with the help of magnetic induced sedimentation and removal of the supernatant
to obtain a free citric acid concentration of ≈ 10-2 M. A 1 M base of the type XOH, with X = Li, Na, tetrabutyl ammonium
(TBA) or 1-butyl-3-methyl imidazolium (BMIM), was added till a pH ≈ 7 was reached, leading to a stable colloid in all cases.
The negatively charged citrate coated nanoparticles balance their charge with the cations X of the added base.

S-1.3.3 Polymer coated particles
68% concentrated nitric acid was added to 100 mL of 1 wt% aqueous Poly (Acrylic Acid Sodium salt) solution till a pH of ≈ 2
was reached. 50 ml of 1 vol% aqueous initial acid ferrofluid with NO3

- counter ions was added. After 1 minute of magnetic
stirring the nanoparticles were magnetically precipitated and the supernatant was removed. Ammonia solution was added to
disperse the nanoparticles at pH ≈ 7. In a last step the remaining free ions and polymer is removed by dialysis with 10-12 kDa
membranes. The counter-ion is then NH4. The same steps were applied for Poly (Acrylic co-Maleic Acid) (PAAMA) except
the addition of nitric acid in the beginning as the PAAMA solution was already at pH ≈ 2. The counter ions were changed by
the following steps. First, nitric acid (1M) was added till a pH ≈ 2 was reached and the precipitated particles were washed
several times. Second, BMIMOH (0.02M) or TBAOH (1M) was added to disperse the nanoparticles at pH ≈ 7. In a last step
the remaining free ions are removed by dialysis with 10-12 kDa membranes.
The solubility of poly (acrylic acid) was tested in the 12 ionic liquids in order to connect the colloidal stability of PAA- coated
NPs with the solubility of the polymer in the ionic liquids. Therefore, ammonia solution was added to poly (acrylic acid) with
16wt% PAANa and 47wt% PAAH till the ratio of H+ and NH4

+ was 1:1 and the pH was close to 7 to exchange H+ with NH4
+.

NH4
+ was one of the counter-ions that lead to colloidal stability in some of the ionic liquids. The solution was freeze-dried and

heated at 120◦C while pumping for 3 hours to remove the water. Around 0.01 mol of the polymer powder per litre of ionic
liquid was added. After one day of magnetic stirring the polymer was dissolved in EMIM X (X= AcO, EP, and DEP). The
other samples were brought into contact with the moisture of the air and after another week, the polymer was dissolved only in
HSMIM TFSI. This can be due to the large water uptake of this ionic liquid, here around 13wt% after 1 week.
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S-1.3.4 Transfer from water to DMSO

In contrast to water, dimethyl sulfoxide (DMSO) is miscible with all tested ionic liquids. Therefore, all these different systems
were transferred from water to DMSO in order to test the influence of the way of transfer from the molecular solvent towards
the ionic liquids. A dialysis step was used, with 10-12 kDa membranes. As the nanoparticles were bigger than the holes in the
membrane, only the solvent molecules and the ions were exchanged. The outside DMSO solution with the adapted free ion
concentration is changed several times until the water concentration is lower than 10-2 vol%. In a last step the different systems
were added to the ionic liquid in adapted proportions to obtain, after removing DMSO by freeze-drying, a final colloid with a
volume fraction of ≈ 0.01.

Table S-2. Structure factor at low Q, S(Q→ 0), of ionic liquid-based colloids from SAXS (see text for details). * In the case
of collapsed polyelectrolyte. If the polymer is not collapsed, part of the charge is on the surface of the oxide and part in the
solvent, which is a different and more complicated situation. See main text for more information. "yes/no" means that the
sample destabilised before the SAXS measurements. "no" means that dispersions with aggregates on the micron scale or bigger
are obtained and ** means that there are no aggregates on the micron scale but there was not enough sample left to perform the
SAXS measurement. OH2

+: hydroxyl protonated ending groups on the nanoparticles; citrate-: citrate coated nanoparticles;
PAA- and PAAMA-: polymer coated nanoparticles (poly acrylate and poly(acrylate-co-maleate), respectively); SMIM+/- TFSI-:
butylsulfonate methylimidazolium bistriflimide (SMIM+/- being a zwitterion); TBA+: tetrabutylammonium; BMIM+:
butylmethylimidazolium; NH4

+: ammonium.

S-1.4 Techniques
S-1.4.1 Flame Atomic Absorption Spectroscopy (FAAS)

The maghemite-based ferrofluids were dissolved in a concentrated hydrochloric acid solution and their total iron concentration
were determined by flame atomic absorption measurements (FAAS) with an Analyst 100 spectrometer from PerkinElmer. The
volume fractions φ were determined from the total iron concentration in the sample. Taking the molar weight (159.7 g mol-1)
and density (5.07 g cm-3) of maghemite,9 the volume fraction of NPs can be calculated as: φ (vol%) = [Fe](mol L-1)*1.577.
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Table S-3. Magnetisation measurements for the three studied ferrofluids. The error bars for the saturation magnetisation ms
are calculated with an uncertainty of 0.0003 on the volume fraction calculation from the concentration determination by FAAS
and 2% for the volume of the ferrofluid in the magnetic measurements.

sample ms diameter polydispersity
in kA/m do in nm index σ

NPs with OH2
+ on their surface and NO3

- as counter-ions in water 278±17 9.1 0.23
NPs with OH2

+ on their surface and SMIM+/- TFSI- as counter-ions in EMIM TFSI 292±18 8.9 0.23
Poly acrylate- coated NPs with TBA+ counter-ions in EMIM EP 278±17 9.0 0.25

S-1.4.2 Magnetisation
Room temperature magnetisation measurements were performed on the initial aqueous ferrofluid and two ionic liquid-based
ferrofluids using a home-made Vibrating Sample Magnetometer (VSM) up to H=700kA/m. When magnetised, the vibrating
sample generates in the measuring coil a voltage at the same frequency proportional to the magnetisation M of the material.
The magnetisation is described by the first Langevin’s equation, which describes the mean orientation of the magnetic moment
under a field H for mono-disperse nanoparticles with a diameter d and a saturation magnetisation ms. Introducing a lognormal
size distribution with a median diameter do and a polydispersity σ in the fits, the saturation magnetisation ms is determined as
well as do and σ . The characteristics corresponding to the samples presented in figure 6 of the main text are given in table S-3.

Figure S-1. Absolute scattered intensities (normalized by the NP volume fraction φ , here around 1%, and their contrast with
the solvent): (a) for dispersions of SMIM+/- TFSI coated maghemite NPs in EMIM TFSI. Two SAXS measurements, once in a
home-made cell and once in a classical capillary, are compared to the SANS measurement (this latter providing the absolute
level on the Y axis). (b) for the nanoparticles in the initial sample in water and after transfer to the ionic liquid, here as an
example the case of EMIM TFSI (same data as (a)), using SANS. The form factor of the nanoparticles is also plotted.

S-1.4.3 Small Angle X-ray and neutron Scattering (SAXS and SANS)
SAXS experiments were carried out with a laboratory XEUSS 2.0 (W)SAXS. The beam energy was fixed at 8 keV and the
wavelength at λ=1.54 Å. The sample to detector distance was 3m to yield an accessible Q-range of 0.004 Å-1-0.2 Å-1. The
form factor P(Q) of the NPs is determined from a set of dilute samples at NP concentrations of 0.1, 0.3 and 1 vol% in water
(keeping the free electrolyte concentration constant) extrapolating the scattering intensities to the single particle contribution
at φ=0 vol%. This form factor was used for all the samples in ionic liquids to determine the apparent structure factors S(Q)
from the experimental scattered intensity I(Q) using equation 1 from the main paper. The value S(Q→ 0) is related to the
interparticle interactions and the values are given in table S-2. If the particles are individually dispersed, S(Q→ 0) is the osmotic
compressibility χ . A system is attractive if χ>1 and repulsive for χ<1. High values of S(Q→ 0) indicate the formation of
aggregates.
However, as explained in the main text of the paper, the samples strongly absorb X-rays due to the ionic liquids and to iron.
Therefore, either the transmission was very low when using classical calibrated polyimide capillaries (thickness 1.5mm) or

4/6



the thickness was not accurate when reducing the thickness with home-made cells (thickness < 0.1 µm). As a consequence,
absolute intensity cannot be determined and the high Q region (> 0.2 Å−1) is highly noisy (see Fig. S-1a).
Therefore SANS were performed on the PAXY spectrometer at the LLB facility (CEA Saclay, France). Three different
configurations were used (neutron wavelength λ=6Å, sample to detector distance d=1m; λ=6Å, d=3 m and λ=8.5Å, d=5 m)
leading to an accessible Q-range of 0.004 Å-1 to 0.2 Å-1. Samples were measured in quartz cells with 1 mm inner thickness.
Standard correction procedures were performed10 using the Pasinet software (available free of charge at http://didier.lairez.fr/)
in order to determine the absolute intensity (cm-1). The SAXS curves rescaled on the SANS measurement in figure S-1a prove
that these SAXS measurements are reliable in the small Q range.
Figure S-1-b shows SANS measurements of colloidal dispersions of the same NPs in water and in an ionic liquid (namely
EMIM TFSI). The high Q region where the scattered intensity can be identified to the form factor of the NPs (Q above 0.06
Å−1) is properly measured by SANS (by opposition to SAXS in Fig. S-1-a). We then conclude that the nanoparticles keep
their shape and their size distribution after transfer from water to the ionic liquid. This conclusion is valid for all dispersions
measured by SANS.

S-1.4.4 Dynamic Light Scattering (DLS)
Light scattering measurements were performed using a Vasco DLS Particle Analyzer from Cordouan Technologies to study
translational diffusion properties of water-based and IL-based dispersions for volume fractions φ ranging from 0.1vol% to
1.53vol%. The laser of the device is operating at a wavelength λ=656 nm. An around 200 µm thin film is analysed in
backscattering mode at 135 ◦ (i.e. Q=2.3*10-3 Å-1 in water). These conditions prevent both the effects of light absorption by
the colloidal suspension and multiple scattering even in strongly absorbing media.11 Field autocorrelation curves with a precise
baseline at long times were obtained by optimizing parameters such as the incident laser power, the sampling time and the
number of channels. The measured intensity correlation function G(t) was transformed into G1(t) using the expression:

G1(t) = [G(t)]1/2−o f f set (1)

The normalized intensity auto correlation functions G1(t) were analysed with a stretched exponential function, e-(t/τ )β
with a

distribution of relaxation times described by a decay time τ and a stretching exponent β . The nanoparticle translation time τ is
probed. It corresponds to the translational diffusion coefficient Dt = (<τ> Q2) -1, which, in non-interacting conditions, is related
to the hydrodynamic radius RH using Stokes-Einstein’s equation:

Dt =
kBT

6πηRH
(2)

where kB is the Boltzmann constant, T the absolute temperature, η the solvent shear-viscosity (0.89*10-3 Pa s for water; see η
in table S-1) for ionic liquids; the values are given for T=25◦C at which all experiments were performed.
The values for the determined hydro-dynamical diameter dH of the samples depicted in figure 7b) of the main paper are given in
table S-4. The reference hydro-dynamical diameter dH of the initial sample in water is 13.4 nm for 1 vol% NP concentration.
The stretching exponent β is close to 1 for all measurements meaning that there exists only one population of particle size.
For NPs with hydroxyl protonated groups on their surface and SMIM+/- TFSI- as counter-ions the zwitterion concentration is
around 2%. This could increase the viscosity of the sample whereas the samples viscosity would be decreased by a higher
water content. A plausible order of magnitude of an eventual amount of molecular solvent remaining after freeze-drying is the
amount of water taken by the ionic liquid alone after 24 hours at air. Assuming that both contributions influence linearly the
viscosity, an average hydro-dynamical diameter dH can be calculated with equation 2 and an error bar is estimated.

Table S-4. Values for DLS results for the three ferrofluids depicted in figure 7b of the main paper. The error bars for the
hydro-dynamical diameter dH are calculated with a linear contribution of the additive’s viscosity to the viscosity value of the
pure ionic liquid as explained in the text and an uncertainty of 0.0005 for the refractive index. The second measurement was
done after 3 months except for EMIMTFSI (8 months).

sample dH (1st measure) dH (2nd measure)
in nm in nm

NPs with OH2
+ on their surface and SMIM+/- TFSI- as counter-ions in BAM TFSI 9.8±1.1 10.2±1.2

NPs with OH2
+ on their surface and SMIM+/- TFSI- as counter-ions in EMIM TFSI 9.6±3.1 9.6±3.1

Poly acrylate- coated NPs with TBA+ counter-ions in EMIM EP 9.1±0.3 9.8±0.3
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Ionic liquid-based colloids at room temperature

3.3 | Conclusion

The article in this chapter presents a novel and comprehensive approach to predict and

understand the stabilisation mechanisms of nanoparticle dispersions in ionic liquids. The results

show that the control of the solid-liquid interface is the key to obtain stable colloidal dispersions

not only for ethylammonium nitrate (EAN) [56,57,60, 61] but it seems to be universal for ionic

liquids in general. Long-term stable colloids at room temperature can be obtained despite

differences in the nanostructure for repulsive but also for attractive interparticle interactions

(here for S(Q→0) < 3.5).

As a summary of the main findings, Figure 3.1 illustrates the effect of two key parameters:

the surface charge density σ and the counterion size. If both fit (κion = | σ/Θmax
ion |≈ 0.5),

over-screening of counterions can lead to a multilayer structure of alternating oppositely charged

ion layers leading to repulsion between the nanoparticles. Additional parameters are the nature

of the charged surface groups and molecules producing this superficial charge, the nature of the

counterions compensating this charge, and the route of transfer.
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Ionic liquid-based colloids at room temperature

Figure 3.1 – Schemes of the interface for different surface charge densities σ and counterion
sizes (example of a positively charged nanoparticle); dark blue: initial anionic counterion of the
particle, light blue: anion of the ionic liquid, orange: cation of the ionic liquid; b) the counterion
size is too small to form a dense monolayer on the surface. The first layer containing counterions,
and ions of the IL is poorly organised and cannot act as a protection for aggregation. a) The
surface is too densely charges, which attracts many anions that globally compensate this charge.
There is no motor for the formation of a second organised protective layer. e) The charge is too
low to attract anions and induce the formation of (sufficient) anionic/ cationic protective layers.
d) The counterions are too large to fit onto the surface. Some extra counterions disrupt the
organisation of the following cation layer. c) the good match: counterions size perfectly fit the
surface size density and lead to overscreening and a new anionic surface, which in turn induces
the formation of a cationic layer and so on. the presence of these alternate layers prevents the
close approach of the particles and hence produces colloidal stability.
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Chapter 4

Colloidal and thermal stabilities of

oxide nanoparticle dispersions in

EMIM TFSI stabilised with sulfonate

based imidazolium ions
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4.1 | Introduction

After obtaining a broader understanding in a wide range of ionic liquids with various interfaces,

this chapter focuses on positive nanoparticles with SBMIM± TFSI −/TfO − counterions in EMIM

TFSI. Nanoparticles with these counterions can be dispersed in the vast majority of the ionic

liquids analysed in the previous chapter. Indeed, nanoparticle dispersions with these counterions

in EMIM TFSI led to the most promising sample, being repulsive, long-term colloidally stable at

room temperature and under magnetic fields (up to 716 kA/m). Such dispersions hence form a

true ferrofluid. This chapter explores this system more in detail in order to determine the effect

of both the SBMIM± and TFSI −/TfO − counterions separately. Additionally, the system with
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Colloidal and Thermal Stabilities of Oxide Nanoparticle dispersions in EMIM TFSI stabilised
with sulfonate based imidazolium
the optimal concentrations of SBMIM± and TFSI− counterions is analysed in a broad range of

temperatures (up to 200◦C) and with different nanoparticle concentrations. The aim is to better

define the nanoparticle ionic liquid interface and to determine suitability for high temperature

applications.

This chapter is presented as a preprint of an article that was to be submitted this spring.

Unfortunately, due to the COVID-19 break, some planned TGA experiments, necessary to

completely ascertain the results, had to be postponed to next autumn. The conclusions presented

here, within the PhD work are however sound and will be published as soon as possible.

4.2 | Article: “colloidal and thermal stabilities of oxide

nanoparticle dispersions in EMIM TFSI stabilised with

sulfonate based imidazolium ions”

– 52 –
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The use of ionic liquid-based colloids at elevated temperatures is one of their most promising fields
of application. Long-term colloidal and thermal stability needs to be guaranteed at the application
conditions in order to employ their practical use. Therefore, first the influence of the surface charge
density as well as the nature and concentration of counterions on colloidal stability is analysed
in oxide nanoparticle dispersions in EMIM TFSI stabilised with sulfonate based imidazolium ions.
An optimal surface charge density as well as amount and nature of counterions is obtained. In a
second step, thermal stabilities of these nanoparticle dispersions are analysed on the short and long
term up to 200◦C combining dynamic light scattering (DLS), small angle X-ray/neutron scattering
(SAXS/SANS) and thermogravimetric analysis (TGA). Long-term stable ionic liquid-based colloidal
dispersions of iron oxide nanoparticles in EMIM TFSI can be obtained at least up to 200◦C and
nanoparticle concentrations of 12 vol% (≈30wt%).

1 Introduction
Ionic liquids (ILs) have a variety of properties such as high elec-
trochemical and thermal stabilities, low vapour pressures, their
abilities to dissolve many chemical species, and modest conduc-
tivities making them interesting for several fields of applications.
Some examples are found in synthesis and catalysis processes1,
seals and bearings2, as well as energy related applications3,4 such
as batteries, super-capacitors and thermoelectric applications5–7.
However, ionic liquids also have some properties hindering their
industrial employment in some fields. For example they generally
show elevated viscosities compared to molecular solvents which
is connected to poor mass transport properties limiting the per-
formance in energy applications.3,7. However, the viscosity re-
duces significantly when the ionic liquids are heated up whereby
this disadvantage (almost) vanishes. Therefore, the use of ionic
liquids at elevated temperatures is extremely interesting for ap-
plications. In addition, the performance of electrochemical de-

a Sorbonne Université, Laboratoire PHENIX, 4 place Jussieu, case 51, 75005, Paris,
France.
b Inst. de Fisica, Complex Fluid Group, Universidade de Brasília, Brasília, Brazil
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d Département de Physique - Univ. Cergy-Pontoise, 33 bd du port 95011 Cergy-Pontoise,
France.
∗ Corresponding author: emmanuelle.dubois@sorbonne-universite.fr
† Electronic Supplementary Information (ESI) available: [details of any supplemen-
tary information available should be included here]. See DOI: 00.0000/00000000.

vices is improved with increasing temperature. A way to further
improve the system’s properties at low and higher temperatures
can be the addition of nanoparticles to ionic liquids.8 The addi-
tion of charged nanoparticles to electrolytes of electrochemical
devices can, for instance, improve the thermoelectric properties
compared to the solvent alone.9,10

Several approaches can stabilise nanoparticle dispersions in ionic
liquids, ion layering of the ionic liquid around the nanoparticle
being one possibility.11–16 It leads to repulsive (oscillatory) forces
that can outrank the attractive Van der Waals forces between the
nanoparticles and therefore colloidal stability is obtained. This
was shown by molecular dynamics (MD) simulations11 and X-ray
pair distribution analysis12 of nanoparticle dispersions in molten
salts ∗ and some ionic liquids.
MD simulations of ionic liquids on flat surfaces show that this ion
layering at the interface is controlled by the ratio κion=| σ/Θmax

ion |
with σ being the solid’s surface charge density and Θmax

ion be-
ing the maximum charge density of a densely packed counte-
rion† monolayer.17 A multilayered structure of ions is formed
close to the solid surface if the ratio κion =| σ/Θmax

ion | is close
to 0.5.17,18 The ion size thereby influences the threshold value
Θmax

ion for the formation of a monolayer. Taking the example for
small ions, the smaller the ion the more ions can fit in a mono-

∗ analogue of ionic liquids with a melting temperature above 100◦C
† ions of opposite charge compared to the surface
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layer and Θmax
ion increases. Consequently, a higher surface charge

density σ is needed to obtain a ratio κion ≈0.5. However, the
range of variation of the surface charge density σ of nanopar-
ticles is limited. It depends on the material as well as on the
coating of the nanoparticles. For instance, the limits for citrate
coated iron oxide nanoparticles are between 0 and 32 µC/cm2.19

On the other hand, the counterions can be changed in the sys-
tem, either by the choice of the ionic liquid itself or by addi-
tional ions. Several works analysing ionic-liquid based colloids
evidenced that these additional ions influence the colloidal stabil-
ity despite their low concentration compared to the ions from the
ionic liquid.14,15,20–22 Furthermore, nanostructure changes are
observed in interface studies between ionic liquids and charge-
able surfaces like graphite23 and gold24 when adding additional
small ions like Li+ or Cl−. These ions (even at low concentra-
tions) have an influence as they can locate at the interface.
In this work, first the colloidal stability of nanoparticle dispersions
in the ionic liquid EMIM TFSI is analysed changing the surface
charge density as well as the nature and concentration of counte-
rions. Choosing a system where it is possible, the optimal surface
charge density as well as the amount and nature of counterions
is obtained for charged (magnetic) iron oxide based systems us-
ing optical microscopy, dynamic light scattering (DLS) and small
angle X-ray scattering (SAXS) measurements. The two best com-
positions are then analysed by transmission electron microscopy
(TEM).
The use of ionic liquids at elevated temperatures is extremely
interesting for applications and to be suitable, the ionic liquid-
based systems need to be long-term stable in these application
conditions. Some ionic liquids are only decomposed at 400◦C
and higher temperatures when analysed in the short term, EMIM
TFSI having one of the highest values and is therefore chosen as
the ionic liquid here.25 However, their long-term temperature sta-
bility can be up to a factor two lower.26,27 Thus, long-term anal-
ysis is necessary to determine suitability for applications. There-
fore, the second part of this work examines the long-term stability
of colloids in optimal room temperature conditions found in the
first part. They are analysed up to 200◦C for hours combining
dynamic light scattering (DLS), small angle X-ray/neutron scat-
tering (SAXS/SANS) as well as thermogravimetric analysis (TGA)
supported by DLS measurements over days.

2 Materials and Methods

2.1 Preparation of ionic liquid-based colloids

The products were purchased and used as received. They are
listed in the ESI†. The same batch of maghemite (γ-Fe2O3)
nanoparticles was used for all experiments. The synthesis28,29

and the sample characteristics are described in detail in ref.16.
Briefly, sodium hydroxide solution was added to the initial acid
ferrofluid stabilised with nitrate counterions till the point of zero
charge was reached at pH≈7. The free ions were washed off sev-
eral times with ultra-pure water. The particles can be charged
by protonation of the oxide surface with four different strong
acids to form hydroxyl groups: triflimidic acid (HTFSI), triflic
acid (HTfO), 1-(4-Sulfobutyl)-3-methylimidazolium bistriflimide

(HSBMIM TFSI), and 1-(4-Sulfobutyl)-3-methylimidazolium tri-
flate (HSBMIM TfO). The charge increases while decreasing the
pH and it is compensated by the deprotonated form of these four
acids, shown in Figure 1. Note that the acids HSBMIM TFSI and
HSBMIM TfO are composed of two entities: the protonated cation
HSBMIM+ and the anion TFSI− or TfO−. The deprotonated form
is thus composed of the zwitterion SBMIM± and the anion. In
HSBMIM TFSI and HSBMIM TfO, the ratio of SBMIM± and TFSI−

or TfO− can be varied by adding first HTFSI or HTfO and then
SBMIM± (which is a powder).
All the initial aqueous dispersions were mixed with a similar vol-
ume of the ionic liquid EMIM TFSI (see Figure 1) and the water
was removed by freeze-drying. The resulting nanoparticle volume
fraction ΦNP in the ionic liquid of around 1vol% and the concen-
tration of the initial counterions was hence kept.
The system with HSBMIM TFSI was centrifuged using an Optima
70 ultracentrifuge and a type 100 Ti fixed-angle rotor from the
company Beckman Coulter, USA. The samples were centrifuged
at 55 000 rpm (243 000g) for 24 hours at 19 ◦C. Separating the
clear supernatant led to concentrated samples with nanoparticle
volume fractions φ ≈ 10-20vol % which were diluted with their
supernatant to appropriate concentrations.

Fig. 1 Structures of the ions 1-(4-butylsulfonate)-3-methylimidazolium
(SBMIM±), triflate (TfO−), bistriflimide (TFSI−), and 1-ethyl-3-
methylimidazolium (EMIM+).

2.2 Analyses of the sample

The ionic liquid-based colloids were analysed by optical mi-
croscopy in order to detect agglomerates on the micrometre scale.
They could also be analysed by transmission electron microscopy
(TEM) using a JEOL-100 CX TEM. A droplet of the ionic liquid-
based ferrofluids (diluted to around 0.01vol% with pure ionic liq-
uid) was deposited on a carbon-coated copper grid and the back-
side of the grid was swiped over a paper to remove as much liquid
as possible. However, the analysis with TEM needs to be comple-
mented with other techniques as the preparation of the sample
for the TEM measurements can affect the sample (e.g. interparti-
cle interactions) due to dilution, exposure to humidity of the air
and small analysed volumes (compared to the other techniques
employed here). If no major agglomeration is observed in optical
microscopy, the samples were analysed by dynamic light scatter-
ing (DLS). Light scattering measurements were performed using
Vasco, VascoFlex or VascoKin DLS Particle Analyzers from Cor-
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douan Technologies to study translational diffusion properties of
the ionic liquid-based colloids. Note that the viscosity of the ionic
liquid-based colloids is difficult to know accurately as it depends
on water traces30 and on the other additives in the dispersions.
However, performed together with other techniques, DLS can give
complementary information and the properties of the samples can
be analysed in the long-term.
Light scattering was coupled with small angle neutron scattering
(SANS) up to 200◦C for hours. The setup and the details of the
experiments performed on the PAXY spectrometer at the LLB fa-
cility (CEA Saclay, France) are described in detail in the ESI †.
Three different configurations were used leading to an accessible
Q-range of 0.005 Å-1 to 0.2 Å-1.
SAXS experiments were carried out with a laboratory XEUSS 2.0
(W)SAXS. The beam energy was fixed at 8 keV and the wave-
length at λ=1.54 Å. The sample to detector distance was 3 m
to yield an accessible Q-range of 0.005 Å-1-0.2 Å-1. The samples
absorb X-rays due to the ionic liquid EMIM TFSI and due to the
iron atoms. Therefore thin capillaries were needed and the best
compromise between absorption and diffused signal was obtained
with 0.1 mm thick borosilicate capillaries from Vitrocom R©. How-
ever, the wall thickness of 0.07 mm has an error of ±20% and
the interior thickness error is ±10%. As a consequence, absolute
intensity could hardly be determined and the high Q region (>
0.1 Å−1) was rather noisy. As a conclusion, the nanoparticle vol-
ume fraction together with the SANS measurements were used to
adjust the SAXS curves to absolute intensities.
The SAXS and SANS form factor P(Q) of the nanoparticles were
obtained from several measurements at low nanoparticle volume
fractions in water and these form factors were used to deter-
mine structure factors S(Q) from S(Q)= I(Q)

∆ρ2V ΦNPP(Q)
. The value

of S(Q→0) therefore compares the studied dispersions to a "refer-
ence" dispersion of individual nanoparticles without interparticle
interaction. The difference can be due to interparticle interaction
or to a change of the scattering objects (for example formation of
small aggregates).
Static and ramped temperature thermogravimetric analysis
(TGA) were performed with a TGA 550 from TA Instruments. All
samples (about 10-20 mg with the mass precision ±0.1 µg) were
measured in platinum pans and with a nitrogen gas flow of 40
mL/min. Short-term temperature stabilities were conducted with
a heating rate of 10◦C/min from room temperature up to 600◦C.
Long-term temperature stabilities were measured at isothermal
mode for several hours at the specified isothermal temperature
with a heating rate of 20◦C/min from room temperature up to
this temperature.
The nanoparticle volume fractions were deduced from the iron
concentration determined by flame atomic absorption spec-
troscopy (FAAS) taking a density of 4.87 g/cm3 31.
The technical details and the implementation of the techniques
are detailed in the ESI of ref16.

3 Results and discussion

3.1 Decoupled analysis of the optimal counterion concen-
trations

In a recent publication16 it was demonstrated that colloidally
long-term stable dispersions of oxide nanoparticles in EMIM
TFSI can be prepared composed of positive nanoparticles with
SBMIM± TFSI− assumed to be at the solid liquid interface. Here,
the role of both counterions (the zwitterion SBMIM± and the an-
ion TFSI−) is analysed in a decoupled way. In addition, SBMIM±

TFSI− is replaced by SBMIM± TfO− in order to look at the in-
fluence of the anion, TfO− being smaller than TFSI−, its charge
coming from a different chemical group.
For this purpose, in a first step the surface charge density is
changed in water thanks to pH. Adding HTFSI or HTfO to the
neutral nanoparticles at the point of zero charge, the particles
become positive with TFSI− or TfO− counterions, the charge in-
creasing while pH decreases. The concentration of HTFSI and
HTfO was adapted to reach pH values between 5 and 1.3 which
convert to concentrations between 0.0035 and 0.075 mol/L. For
the studied iron oxide nanoparticles and similar counterions, this
converts to a surface charge between around 4 and 30 µC/cm2.19

Note that lowering the pH too much can lead to dissolving of the
particles. Therefore the minimum pH was set to pH=1.3 (equiv-
alent of around 30 µC/cm2) to prevent particle dissolution.
Adding the zwitterion SBMIM± to these samples allows to intro-
duce the second counterion independently so that the ratio of
SBMIM± to TFSI− or TfO− can be adjusted.
After transfer to the ionic liquid the samples are analysed by DLS
measurements and the deduced apparent hydrodynamic diame-
ter dH are depicted in Figure 2. Note that the process can be
performed in one step by simply adding HSBMIM TFSI or HSB-
MIM TfO, leading to a ratio SBMIM±/ TFSI− or TfO− equals one.
These cases are shown as blue cones.

Several observations can be made.
1) Nanoparticles with TFSI− or TfO− counterions alone are floc-
culated systems whatever the surface charge densities analysed
here (around 4 to 30 µC/cm2).
2) Adding SBMIM± to these systems can stabilise the nanoparti-
cles if the concentration of TFSI− or TfO− counterions (the sur-
face charge density) is high enough which means that SBMIM±

localises at least partly at the solid liquid interface.
3) In these colloidally stable systems, a higher surface charge den-
sity leads to a lower apparent hydrodynamic diameter dH for the
same SBMIM± concentration for both TfO− or TFSI− added ions.
4) In addition, the nature of the first ions introduced (TfO− or
TFSI−) can influence the apparent hydrodynamic diameter dH for
the same counterion concentrations (surface charge density). For
example for a surface charge density of 14 µC/cm2 (0.014 mol/L
TfO− or TFSI− introduced with the added acid) and a SBMIM±

concentration of around 0.07 mol/l the apparent hydrodynamic
diameter for nanoparticle dispersions containing TfO− is≈60 nm,
although it is bigger than 100 nm for dispersions with TFSI−.
5) The apparent hydrodynamic diameter dH is influenced by the
added zwitterion SBMIM± concentration. Starting from aggre-
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Fig. 2 DLS measurements for nanoparticle dispersions in EMIM TFSI
with TfO− and SBMIM± TfO− counterions (red boxes) as well as TFSI−

and SBMIM± TFSI− counterions (black spheres). The corresponding
ion structures are depicted in Figure 1. The surface charge density is
introduced by the addition of HTFSI or HTfO to the nanoparticles. See
text for more information. If only the drop line is visible it means that
the apparent hydrodynamic diameter dH is higher than 100 nm.

gated systems with only TFSI− or TfO− counterions, the addition
of SBMIM± first decreases the apparent hydrodynamic diameter
dH , which increases again at higher SBMIM± concentrations. The
lowest apparent hydrodynamic diameter dH are observed at the
maximum surface charge density σ ≈30 µC/cm2 which corre-
sponds to a counterion concentration of 0.075 mol/L. A 1:1 ra-
tio of SBMIM± to TFSI− or TfO− ions introduced leads to (one
of) the lowest apparent hydrodynamic diameter dH and can be
added in one step in the form of HSBMIM TFSI or HSBMIM TfO.
This makes the process easier and faster and it is thus used for
further experiments as it is also more interesting for applications.
According to the results presented above, the nanoparticles have
thus SBMIM± TFSI− or SBMIM± TfO− counterions, in these two
kinds of dispersions.

3.2 Room temperature colloidal stabilities
Among the nanoparticle dispersions with the lowest apparent
hydrodynamic diameter dH analysed in section 3.1 the most
interesting for applications (easiest to prepare) are analysed
with transmission electron microscopy (TEM) and the images
are depicted in Figure 3. They show for both nanoparticles
with SBMIM± TFSI− and SBMIM± TfO− counterions that the
shape of the nanoparticles is not changed compared to the initial
sample in water (TEM picture given in ref16). Figure 3 shows
that the nanoparticles with SBMIM± TFSI− counterions are
well dispersed in EMIM TFSI. The particles with SBMIM± TfO−

counterions are rather well dispersed as well, however, some
small and loose aggregates are observed whose nanoparticles
don’t seem to stick together.
Figure 4 shows SANS measurements for bare nanoparticles
dispersed in EMIM TFSI with SBMIM± TFSI− and SBMIM±

Fig. 3 TEM images of nanoparticles dispersed in the ionic liquid EMIM
TFSI with a) SBMIM± TFSI− and b) SBMIM± TfO− counterions. The
ion structures are depicted in Figure 1. Both samples were diluted to
a nanoparticle volume fraction φNP ≈0.01 vol% with pure EMIM TFSI
before the deposition of the ionic liquid-based colloid on the TEM grid.

TfO− counterions. The structure factors S(Q) of the samples are
depicted which are defined by the ratio between their scattered
intensity Isample(Q) and the scattered intensity of the sample’s
form factor Iform factor(Q) which is equivalent to a sample with-
out interparticle interaction. Interparticle interactions can be
deduced from the value of the structure factor S(Q) extrapolated
to Q=0 Å−1. If S(Q→0) is bigger or smaller than 1, the system is
attractive or repulsive, respectively. The values for S(Q→0) are
given in the inset of Figure 4 as a function of the temperature and
in Figure 5 as a function of the nanoparticle volume fraction φNP.
Figure 5 shows the values of S(Q→0) determined from SANS
and SAXS measurements for the same sample batch. From both
SAXS and SANS it can be deduced that the global interparticle
interactions of the system with SBMIM± TfO− counterions is
attractive (S(Q→0)>1) and that of the system with SBMIM±

TFSI− counterions is repulsive (S(Q→0)<1). This shows that
not only the zwitterion SBMIM± stabilises the nanoparticles but
that introducing the additional counterions TfO− or TFSI− also
plays a role in the nanostructure at the nanoparticle interface.
This means that they need to be situated at the interface (at least
in parts) to influence the nanoparticle interactions.
Apparent hydrodynamic diameter dH deduced from DLS mea-
surements for the nanoparticles with SBMIM± TFSI− counterions
is approximately 12 nm (as for the initial water samples,16)
which proves that no aggregates are present. On the other hand,
the sample with SBMIM± TfO− counterions shows an average
apparent hydrodynamic diameter dH ≈25 nm, which suggests
that small aggregates are present in the order of a few particles
per aggregate.
Summarizing, the results obtained with small angle scattering,
DLS and TEM at room temperature match well. The sample
with SBMIM± TFSI− counterions is well dispersed in the TEM
image (Figure 3) and the system’s interparticle interactions
are repulsive. In addition, the low apparent hydrodynamic
diameter proves that no aggregates are present in this sample.
The sample with SBMIM± TfO− counterions is also colloidally
stable, however, it shows some small loose aggregates in the
TEM image, is slightly attractive deduced from SANS and SAXS
measurements which is confirmed by a higher average apparent
hydrodynamic diameter dH ≈25 nm representing around a few
particles per aggregate. Besides their differences both samples
are long-term stable at least for one year as shown by SAXS
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measurements (Figure S2 of the ESI†).
The concentration of attractive ionic liquid-based colloids

Fig. 4 Structure factors S(Q) at different temperatures (27◦C (◦), 70◦C
(�), 135◦C (4), and 200◦C (∇) and back at 27◦C (♦)) obtained by small
angle neutron scattering (SANS) as a function of the scattering vector Q
for nanoparticle dispersions in EMIM TFSI. One sample with SBMIM±

TfO− counterions at φNP=1.04 vol% (in red) and three samples with
SBMIM± TFSI− counterions at φNP=0.97, 4.77 or 11.53 vol% (in black,
green, and blue, respectively) are shown. The ion structures are depicted
in Figure 1. The inset gives the values for S(Q→0) as a function of
temperature. The lines are shown for an optical guideline. Note that both
concentrated sample cells leaked at 200◦C. Therefore, no further SANS
measurements could be obtained (SAXS and DLS could be performed
with the remaining sample, the latter being plotted in Figure 5)

can lead to phase separation shown for citrated iron oxide
nanoparticles with sodium counterions.32 Hence, here only
the nanoparticle system with SBMIM± TFSI− counterions is
concentrated as it is repulsive. The interparticle interactions
of the sample system as a function of the nanoparticle volume
fraction φNP is analysed by SAXS and SANS measurements.
The deduced values of S(Q→0) are shown in Figure 5 and
equal osmotic compressibilities χ for a repulsive system. For
individual dispersed particles, χ relates to the osmotic pressure Π.

S(Q→ 0) = χ(φNP) =
kT

VNP

∂ΦNP

∂Π
(1)

with VNP the volume of the nanoparticles. At a low volume
fraction ΦNP, the second order virial development of Π re-
lates χ(ΦNP) with the second order virial coefficient A2 by:
χ(φNP)=(1+2A2ΦNP)-1. Note that KT = 2A2 quantifies the two-
bodies interparticle interaction in the dispersion. The osmotic
compressibility χ(φNP) decreases with increasing nanoparticle
volume fraction ΦNP and therefore the two-bodies interparticle
interaction in the dispersion KT is positive and the interparticle
interaction is repulsive. In this case, the Carnahan-Starling
expression for effective hard spheres33,34 can be used to analyse
the compressibility χ up to large volume fractions as in refer-
ences21,35–40. In this model an effective volume fraction Φe f f

accounts for a decrease of the interparticle interaction through
a characteristic length κ−1 which is the analogue of the Debye
screening length of interparticle electrostatic repulsion in stan-
dard polar solvents. Equation (2) describes the compressibility

χ(ΦNP) = χCS(Φe f f ) =
(1−Φe f f )

4

1+4Φe f f +4Φ2
e f f −4Φ3

e f f +Φ4
e f f

(2)

with

Φe f f = Φ
d3

e f f

d3
NP

= Φ
(

1+
2κ−1

dNP

)3

and de f f = dNP +2κ−1 (3)

and the two-bodies interparticle interaction KT is then

KT = 2A2 = 8
Φe f f

Φ
. (4)

The experimental data of the compressibility is fitted in Figure
5 with the Equations (2) and (3). The best fit is obtained for a
fitting parameter κ−1 ≈1.0 nm taking dNP=8.7 nm. The associ-
ated repulsive interparticle interaction range is 3-5 κ−1, hence
3-5 nm. The two-bodies interparticle interaction KT is then
KT =15.6±1.0 (A2=7.8±0.5) which is almost the double of the
hard sphere value KHS

T =8 (AHS
2 =4)33 and of the values obtained

for citrate coated oxide nanoparticles in ethylammonium nitrate
with sodium counterions (A2=4.6).15,21

3.3 Thermal stabilities

The long-term stability of samples needs to be guaranteed on
a large range of temperatures to be suitable for applications.
Therefore, the two best systems already studied in the previous
section are analysed at high temperatures. These systems are
nanoparticles with SBMIM± TfO− counterions (φ=1.04 vol%)
and nanoparticles with SBMIM± TFSI− counterions (φ=0.97
vol%, 4.77 vol%, and 11.53 vol%). Several techniques are cou-
pled on different length scales.
Let us begin with the in-situ measurements of SANS and DLS up
to 200◦C. Given the limited SANS time, few temperatures were
chosen (27◦C, 70◦C, 135◦C, 200◦C, and back at 27◦C). For each
step, DLS was performed after heating and enables checking that
equilibrium is reached before measuring SANS. This is possible as
the viscosity varies with temperature which influences the corre-
lation function. Hence, stability of the correlation function means
that the viscosity and temperature is stable. DLS performed af-
ter SANS tells us whether some change occurred. One T step
lasts around two hours, the whole cycle from 27◦C back to 27◦C
around 10 hours.
The structure factors are plotted in Figure 4 and the DLS is pre-
sented as an apparent dH in the inset of Figure 5 at 27◦C before
and after the heating cycle up to 200◦C. Note that SAXS before
and after heating has also been performed (Figure 5) to comple-
ment the analysis.
Looking first at the two samples at φ ≈1 vol% with different
counterions shows a weak evolution at high temperature (Fig-
ure 4 and its inset showing S(Q→0)). Indeed, the strong de-
crease of intensity for nanoparticles with SBMIM± TfO− coun-
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Fig. 5 S(Q→0) deduced from SAXS and SANS measurements at room
temperature for SBMIM± TFSI− counterions before and after heating
the sample for several hours up to 200◦C are depicted as a function
of the nanoparticle volume fraction φNP. The full line corresponds to
the fit of the data with Equations (2) and (3) using φeff/φ = 1.82 (two-
bodies interparticle interaction KT=15.6±1.0 and second virial coefficient
A2=7.8±0.5). The inset shows apparent hydrodynamic diameter dH at
room temperature before and after heating the samples for several hours
up to 200◦C as a function of the nanoparticle volume fraction φNP for both
SBMIM± TFSI− and SBMIM± TfO− counterions. The ion structures are
depicted in Figure 1.

terions between 27◦C and 70◦C appears as an accident. The
corresponding SAXS measurement at room temperature gives
S(Q→0)=2.2±0.2, which matches with the SANS after the cycle.
Moreover, the DLS is similar before and after heating. This acci-
dent can be due to some pollution (water, solvent,...) that is re-
moved reversibly while heating. Leaving aside this point, the val-
ues of S(Q→0) show that for these nanoparticles with SBMIM±

TfO− counterions, the same small aggregates/weak attractions
remain whatever the temperature. Both the repulsive and the
attractive sample appear stable on the time scale of the experi-
ment.
For the nanoparticles with SBMIM± TFSI− counterions, the in-
teraction remains weakly repulsive whatever the temperature.
However, due to a small increase of S(Q→0) from 0.83±0.08 to
0.98±0.10 after heating, a long-term experiment was performed.
The sample was heated several days at three temperatures up to
170◦C under vacuum and its state was checked with a DLS mea-
surement at room temperature after each plateau. The results are
summarised in Figure 6. The apparent hydrodynamic diameter
is dH=12±2 nm showing that the sample is long-term stable at
high temperature, here during 18 days. Analysing now the be-
haviour of the concentrated samples based on nanoparticles with
SBMIM± TFSI− counterions, the results are quite similar. Note
however that both concentrated sample cells leaked at 200◦C,

Fig. 6 DLS measurements for the iron oxide nanoparticle dispersion with
SBMIM± TFSI− counterions at a nanoparticle volume fraction φNP=0.97
vol% shown in Figure 4 and 5. The sample was heated in a low vacuum
of ≈10 mbar in an open bottle at the indicated temperatures for days.
Note that the maximum temperature of the heating device is 170◦C.
DLS measurements were performed at room temperature which gives
extra information about temperature cycling.

therefore no SANS could be performed. SAXS and DLS after heat-
ing were nevertheless measured with the remaining sample. Such
a leak also appeared with dilute samples (φNP ≈1 vol%) during
the tests of the cell and was solved by adapting the nature of
the ring spacer (and the nature of the materials). It appeared as
a mixture of wetting phenomena and bubbling/degasing at high
temperature, which was not occurring in the same way depend-
ing on the nature of the materials used to build the cell. This
result shows however that these wetting phenomena and bub-
bling/degasing grow with φNP.
At high temperature, the structure factors are close to those at
room temperature and the compressibilities (S(Q→0), Figure 5)
after heating are also quite similar (Figure 4). The apparent dH

differ before and after heating for the concentrated samples (Fig-
ure 5, inset), however, with different trends. This is probably due
to an underestimated error bar on these values. Indeed, more
concentrated samples are more difficult to measure and some pol-
lution introduced by the cell or during the transfer to the oven
may change the viscosity (water, solvent,...).
All these elements converge towards a good stability of these con-
centrated sample at high temperature, keeping the same nanos-
tructure and interaction.
These analysis have been complemented by TGA, which brings
an indirect and global information while heating and elucidates
the maximum application temperatures of the samples in the
short and long term. The weight losses and derivative weights
of ramped TGA measurements up to 600◦C are depicted in Fig-
ure 7 for ionic liquids without and with nanoparticles. Several
values can be given for the thermal degradation, with Tonset and
Tstart being among the most popular.27,41 Tonset is defined by the
intersection of the linear extrapolation of the weight loss at de-
composition to the baseline weight, either from the beginning of
the experiment or after a drying step.41 This value gives higher
decomposition temperatures than Tstart that is the temperature
at which the sample starts to loose weight. It is here defined
for a derivative mass loss of 1.67×10−2 %/◦C which represents
a weight loss of 10%/1h (for a heating rate of 10◦C/min) and is
indicated in the graph. We will focus here on Tstart values as this
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gives closer values to long-term applications.
Table 1 gives the results for the ferrofluids with a nanopar-
ticle volume fraction φNP ≈1 vol%, Tstart=303±10◦C for both
SBMIM± TFSI− and SBMIM± TfO− counterions although Tonset

for SBMIM± TFSI− is around 20◦C smaller than for the sample
with SBMIM± TfO− counterions.
These curves can be compared to the data for pure EMIM TFSI.
The literature values give Tonset in the range of 410 and 450◦C
and Tstart ≈320◦C,26,42,43 values higher than for the ferrofluids
analysed here. However, the ferrofluids may contain some wa-
ter around the nanoparticles which would correspond to 0.15-0.3
vol% if one or two water layers were present at the interface.
EMIM TFSI left at air thus containing 0.5 wt% has been mea-
sured. It gives Tonset=386±10◦C and Tstart=322±10◦C, lower
than dry EMIM TFSI, however, higher than for the ferrofluids.
The small difference between the nanopaticle dispersions could
also be explained by the TfO− ions in the case of SBMIM± TfO−

counterions. However, EMIM TfO in literature (Tonset=348◦C;44)
and here with absorbed water (≈1.5 wt%) is less stable than
EMIM TFSI. Another element is however present in the ferroflu-
ids: SBMIM± with an amount of around 2.5 wt% for φ ≈1 vol%.
Hence, dry EMIM TFSI with this amount of HSBMIM TFSI is
analysed and gives Tonset=401◦C and Tstart=295±10◦C, a little
smaller than pure dry EMIM TFSI.
The sample with an elevated nanoparticle volume fraction
(φNP=4.77 vol%) gives Tstart=283±10◦C, 20◦C lower than for
both nanoparticle dispersions at around 1 vol% nanoparticles. In-
deed, more concentrated ferrofluids contain more SBMIM±.
Note that partial evaporation of the sample also leads to a weight
loss although the sample is not decomposed. EMIM TFSI for ex-
ample is considered relatively volatile compared to other ionic
liquids and its partial pressure at 200◦C is 0.02 Pa (calculated
with the values of ref44). This will be discussed in detail in the
following section.
In addition, long term thermal stabilities are analysed in isother-
mal mode. Figure S5 of the ESI† shows that the weight loss for
the ionic liquid EMIM TfO is smaller than 0.1% after 10 hours at
200◦C (+3 hours at 160◦C and 180◦C each).

3.4 Discussion

The colloidal stability of the analysed iron oxide nanoparticle dis-
persions is first discussed in general and then in regard of thermal
stability.
A structuring of ions at the solid-liquid interface is proven to
be the reason for colloidal stability in ionic liquids and molten
salts.11,12 Simulations of ionic liquids on flat surfaces show that
this ion layering at the interface is controlled by the ratio κion=|
σ/Θmax

ion | with σ being the solid’s surface charge density and Θmax
ion

being the maximum charge density of a densely packed counte-
rion monolayer.17 A multilayered structure of positive and neg-
ative ions is formed close to the solid surface if the ratio κion is
close to 0.5.17,18 Although a curvature of the nanoparticle sur-
face and surface roughness influence the situation it is helpful for
a discussion.
Experimentally, both σ and Θmax

ion can be varied for the studied

Fig. 7 Ramped thermogravimetric analysis (TGA) measurements for
nanoparticle dispersions in EMIM TFSI are depicted with a nanopar-
ticle volume fraction φNP=1.04 vol% with SBMIM± TfO− counterions
as well as φNP=0.97 vol% and a concentrated sample with φNP=4.77
vol% nanoparticles with SBMIM± TFSI−. Wet EMIM TFSI and wet
EMIM TfO as well as dry HSBMIM TFSI and dry EMIM TFSI containing
2.5wt% HSBMIM TFSI are also depicted, 2.5wt% HSBMIM TFSI being
the amount in nanoparticle dispersions with around 1 vol% nanoparti-
cles. Tstart is here defined for a derivative mass loss of 1.67×10−2 %/◦C
representing a weight loss of 10%/1h and is indicated in the graph.

systems, Θmax
ion through the nature of the ions and σ through the

pH of the surrounding medium. Assuming a similar behaviour
for the nanoparticle charge for different counterions19, σ is here
tuned between 4 and 30 µC/cm2.
The Θmax

ion values of the analysed ions are | Θmax
EMIM+ |≈45

µC/cm2,18 | Θmax
T FSI− |≈50 µC/cm2,48 | Θmax

T f O− |≈100 µC/cm2 as-
suming that it is around half the size of the TFSI− anion, and
| Θmax

SBMIM± |≈35 µC/cm2 considering that SBMIM± is a BMIM+

cation with an extra sulfonate group leading to a slightly smaller
Θmax

ion value.
What can we learn from the results described above? Figure 8
shows two imaginable schemes of the nanoparticle (NP) ionic liq-
uid (IL) interface for the case of SBMIM± TFSI− and SBMIM±

TfO− counterions.
a) The zwitterions SBMIM± must locate at the solid-liquid inter-
face as colloidal stability can only be achieved in their presence.
b) For the maximal surface charge density σ (here ≈30 µC/cm2),
the ratio κion=| σ/Θmax

ion | for the zwitterion SBMIM± is close to 1
meaning that a structure close to a monolayer would be formed
on the nanoparticle surface. As SBMIM± is a zwitterion this
would not change the sign and value of the positive nanoparti-
cle surface charge. The zwitterion SBMIM± could hence increase
the distance of an ion layering to the nanoparticle surface leading
to a bigger repulsion between the nanoparticles.
c) With the negative sulfonate group close to the positive
nanoparticle surface, the imidazolium end shows away from the
nanoparticle surface, providing a positive charge on the top of the
SBMIM± layer, which can induce organisation. For this maximal
surface charge, stable dispersions are obtained on a large range of
SBMIM± concentrations (0.01-0.12 mol/L). Note that 0.01 mol/L
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Table 1 Critical temperatures (Tstart and Tonset) deduced from ramped thermogravimetric analysis (TGA) measurements. Tstart gives the temperature
at which the sample starts to loose weight, here defined for a derivative weight loss of 1.67×10−2 %/◦C. Tonset is defined by the linear extrapolation
of the weight loss at decomposition to the baseline at zero weight loss. All temperatures are given in ◦C and the error is ±10◦C.∗ losses due to
evaporation are removed; i for ionic liquid containing water.

measured literature
Tstart Tonset weight loss after Tstart Tonset T0.01/10h Tmax0.01/year

10h at 200◦C or T0.02/10h
φNP=1.04 vol% 303 393 - -
SBMIM± TfO−

φNP=0.97 vol% 303 374 - -
SBMIM± TFSI−

φNP=4.77 vol% 283 377 - -
SBMIM± TFSI−

EMIM TfO 333 i 373 i <0.1% 34844 18544 ∗

EMIM TFSI 322 i 386 i <0.1%45 32026 410-45026,42,43 22226 or 25245 28644 ∗

EMIM TFSI 295 401 - -
+ 2.5 wt%
HSBMIM TFSI
HSBMIM TFSI 30 305
HSBMIM HSO4 32746

HSPMIM TfO 28847

corresponds to around half a monolayer of SBMIM± assuming
all these zwitterions located at the nanoparticle interface, and
that several hours of stirring are necessary to reach dispersions.
This time decreases to a few seconds for higher concentration.
The negative charge of the next layer can be the sulfonate of the
SBMIM± or TfO− or TFSI− depending on the composition. As
the properties of the two systems, with either SBMIM± TFSI− or
SBMIM± TfO−, differ (SANS/SAXS, DLS, TEM), this suggests that
the TfO− ions localise at least in parts close to the solid-liquid in-
terface (shown in Figure 8b).
At the maximum surface charge density σ , the ratio κion ≈0.3
in the case of introduced TfO− anions and κion ≈0.6 in the case
of TFSI− anions (with the values of ref18,48). The latter being
closer to 0.5, this could explain the better colloidal stability seen
in the experiments for this system, leading to 3-4 more ion lay-
ers.17,18 Considering the size of the ions, this matches well with
the value obtained for associated repulsive interparticle interac-
tion in the range of 3-5 nm. The slightly lower colloidal stabil-
ity of nanoparticle dispersions with SBMIM± TfO− counterions
could also be explained by a disturbance of the SBMIM± mono-
layer. Both SBMIM± and TfO− contain a sulfonate group having
an affinity for oxide surfaces.49,50 A localisation of some TfO−

ions would therefore disturb the monolayer of SBMIM± zwitteri-
ons due to their size difference and hence the multilayer structure
formed behind, explaining the difference observed in the colloidal
stability.
Looking now at lower surface charge densities σ , the apparent

dH increases while the charge decreases until unstable systems
are obtained. This is consistent with the decrease of the ratio
κion=| σ/Θmax

ion | far below 0.5, thus a decrease of the number of
organised layers. However, one would expect a better stability
with SBMIM± TFSI− than for SBMIM± TfO− counterions accord-
ing to a bigger κion value and closer to a value of 0.5. This result
also indicates that TfO− anions are close to the solid-ionic liquid

Fig. 8 Schemes of the nanoparticle (NP) ionic liquid (IL) interface for
an imaginable case for a) SBMIM± TFSI− counterions and b) SBMIM±

TfO− counterions. They are shown for a high surface charge density
σ ≈30 µC/cm2 illustrated by several "+" on the nanoparticle surface.
The ions are represented as ellipsoids, the zwitterion SBMIM± in green,
the cation EMIM+ in yellow, and the anions TFSI− and TfO− in light
and dark blue, respectively. Here κSBMIM±=| σ/Θmax

SBMIM± |≈ 1 leading to
a layer (or more) of SBMIM± zwitterions acting as a steric component
not changing the absolute charge. After the SBMIM± zwitterion layer
(possibly disturbed by TfO− couterions), a multilayer of the ionic liquid
ions EMIM+ and TFSI− (and possibly TfO− or SBMIM± ions) is shown
which is obtained due to overscreening of the surface charge at a ratio
of κion=| σ/Θmax

ion |≈ 0.5. After some layers (around 3-4) the bulk ionic
liquid structure is recovered, shown here with transparent ions (for more
details see text).

interface, maybe even in the first layer of the SBMIM±, modify-
ing the organisation, producing dispersions of small aggregates
instead of individual nanoparticles.
Let us look now at the thermal stability, starting with the defini-
tion of used criteria for thermal stability. Many studies use TGA,
and provide Tonset , sometimes Tstart , both corresponding to short-
term behaviour under gas flow. On the long term, several criteria
have been defined, one example being 1% weight loss in 10 hours
T0.01/10h

26 and another being the maximum operation tempera-
ture for an annual decomposition of 1% Tmax,0.01/year

44,51, a value
extrapolated from isothermal measurements on much shorter du-
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ration than 1 year. All these values are available here only for
EMIM TFSI (see Table 1) and show that Tstart and Tonset are much
larger than T0.01/10h or Tmax,0.01/year. Nevertheless, it is impor-
tant to point out that evaporation can occur and is usually not
taken into account (except for Tmax,0.01/year in table 1), so that the
loss of mass measured is a mixture of evaporation and degrada-
tion. Let us consider the case of EMIM TFSI. At 200◦C, its vapour
pressure is 0.02 Pa (from ref44), however a high amount of gas
passes in TGA. In 10 hour isothermal measurement, 24 L of gas
pass on 30 micro litres (around 20 mg) of sample, thus 8×105

m3
gasm

−3ionicliquidh−1. If the gas saturated immediately (which is
far from being the case) this would lead to complete evaporation
of EMIM TFSI in around 1 minute which explains why evapora-
tion can be observed in some ionic liquids if the carrier gas ab-
sorbs at least a bit. Note that for EMIM TFO, the vapour pressure
is 0.002 Pa, 10 times lower.
It means that the degradation is usually overestimated from TGA
measurements. Therefore at our maximal temperature of analy-
sis for the ferrofluids here, EMIM TFSI can be considered as long-
term stable, with no degradation and only evaporation. Another
difficulty comes from the additives present in the ferrofluid, not
only constituted of iron oxide and EMIM TFSI. SBMIM± and HS-
BMIM are present as well as TfO− anions in one of the samples.
Such mixtures have never been studied and the only available
data concern pure ionic liquids. HSBMIM TFSI was not studied,
however some ionic liquids with other anions have been tested
like HSBMIM HSO4

46 and HSPMIM TfO47, the latter cation hav-
ing one carbon separation less between the imidazolium and sul-
fonate functionalities. The average of their Tonset values com-
pared to the experimental result here for HSBMIM TFSI are sim-
ilar, however, the latter seeming to evaporate already near room
temperature. ‡ In ionic liquids, the possible mechanisms of degra-
dation have been explored. Chen et al.52 analysed the tempera-
ture stability by TGA-MS of EMIM TFSI and found in their ex-
periments that above 350◦C first TFSI decomposes to more nu-
cleophilic groups, such as F, CF3 and NH2 that mainly attack the
ethyl group of the cation EMIM by elimination and nucleophilic
substitution mechanisms. The same is observed for BMIM TfO
that also decomposes to methylimidazolium (MIM) and HCF3.53

Ethyl imidazols are the first species that are detected followed
by methyl imidazoles. SO2 is also detected for TFSI and as well
for TfO based ionic liquids. Nakurte et al.54 analysed the de-
composition mechanisms of different zwitterions dissolved in wa-
ter, one being close to the zwitterion SBMIM± analysed here but
with a propyl instead of a butyl side chain. ESI-MS for the com-
pound shows protonation as the most probable. As observed
in a lot of other studies for ionic liquids26,27,52 it is the longer

‡The measurements of HSBMIM TFSI by TGA (see Figure 7) shows a 25% loss of mass
before the degradation, not reported in literature for the other sulfonate containing
liquids mentioned. This result is not consistent with the data on the ionic liquid
received. In particular, the water is determined by Solvionic in an oven at 120◦C
until the mass is stable, which is not the case here. The measurement needs to be
checked in case this is a techical problem or a mistake however this was not possible
due to the COVID-19 crisis as the laboratory was closed. After the lock-down, the
TGA device did not restart due to a technical problem, not yet solved.

side chain of the imidazolium ring that is cleaved in the highest
amount (here 60%) generating propane sulfonate and methyl-
imidazolium. The second most probable mechanism is the elim-
ination of sulfurous acid leaving methyl-propylene-imidazolium
(10%).
From literature, it appears that the thermal stability of ionic
liquids is governed by nucleophilic anion attack of the cation.
Thermal stability is therefore higher for lower nucleophilicity (=
higher lewis basicity).27 As lewis bases (for the anion) lower the
degradation temperature, it is assumed that lewis acids (for the
cation) do as well. Hence, the (H)SBMIM could be causing the
formation of neutral molecules that evaporate after.
From the measurements performed here on the components of
the ferrofluids and on the ferrofluids, looking at Tstart and Tonset ,
the colloidal dispersions appear less stable than pure EMIM TFSI
(T shifted by 20-60◦C) which seems to originate from HSBMIM.
However the stability is kept at 200◦C on the scale of hours
from the SANS, SAXS, DLS experiments and TGA shows limits
for short-term temperature stability of around 280 to 300◦C .

4 Conclusions
This work examines charged (magnetic) iron oxide based col-
loidal systems varying the (i) the surface charge of the nanoparti-
cles (ii) counterions and their concentration (iii) the particle vol-
ume fraction and (iv) their temperature stability.
Information could be obtained on the nanoparticle ionic liquid in-
terface. The results indirectly prove that the zwitterions SBMIM±

locate at the solid-liquid interface as colloidal stability can only
be achieved in their presence and elevated nanoparticle surface
charge introduced by HTFSI or HTfO.
Despite the difference in nanostructure between the nanoparti-
cle dispersions (well dispersed and repulsive interparticle interac-
tions with SBMIM± TFSI− counterions or slightly attractive and
having some small loose aggragates with SBMIM± TfO− counteri-
ons) both systems are colloidally stable according to all the tech-
niques (small angle scattering (SANS and SAXS), dynamic light
scattering (DLS) and transmission electron microscopy (TEM))
also in the long term at least for one year. In addition, their
colloidal stability is kept up to 200◦C which is also the case for
higher nanoparticle concentrations up to 12 vol% (only tested for
the well dispersed and repulsive interparticle interactions with
SBMIM± TFSI− counterions). Hence, these long term stable fer-
rofluids are suited for the use in applications.
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SUPPLEMENTARY INFORMATION

S1 Materials
The following materials were used without further purification:
Sodium hydroxide (NaOH pellets, 98%, Acros Organics); hydrochloric acid (HCl, 37% water solution, AnalaR Norma-
pur); iron(II) chloride (FeCl2*4H2O, AnalaR Normapur, VWR); iron(III) chloride (FeCl3*6H2O, Prolabo); iron(III) nitrate
(Fe(NO3)3*9H2O, technical, VWR); triflimidic acid (HTFSI, purity 95%, Fluorochem); triflic acid (HTfO, 49.2 wt% in water,
purity 99%, SOLVIONIC); 1-(4-Sulfobutyl)-3-methylimidazolium bistriflimide (HSBMIM TFSI, purity 98%, SOLVIONIC); 1-
(4-Sulfobutyl)-3-methylimidazolium triflate (HSBMIM TfO, purity 98%, SOLVIONIC); 1-(4-Sulfobutyl)-3-methylimidazolium
(SBMIM±, purity 98%, SOLVIONIC).

S2 Colloidal Stabilities

Figure S1. a) Absolute scattered intensities (normalized by the nanoparticle volume fraction ΦNP ≈ 0.5-1vol% and their
contrast with the solvent) obtained by SAXS for nanoparticle dispersions in EMIM TFSI with SBMIM± TFSI− counterions in
different ratios and concentrations. b) The corresponding S(Q→0) values.

Additional results for decoupled analysis of the optimal counterion concentrations are presented. In the case of first
introducing HTFSI and in a second step SBMIM± a transfer of an H to the latter zwitterion would lead to the ionic liquid



HSBMIM TFSI, having a high viscosity (≈1700 cP at 25 ◦C). Note that the apparent hydrodynamic diameter dH in a DLS
measurement is deduced from the diffusion coefficient D using the Stokes-Einstein relation.

D =
kBT

6πη dH
2

(1)

with the Boltzmann constant kB, the absolute temperature T, and the solvent shear-viscosity η . In the calculation of the apparent
hydrodynamic diameter dH only the viscosity of EMIM TFSI is considered. Hence, an increase of the solvent viscosity in
a mixture with HSBMIM TFSI would lead to an overestimated apparent hydrodynamic diameter. A maximum error can be
estimated assuming all HTFSI introduced in a first step would combine with SBMIM± to form HSBMIM TFSI. This represents
around 2% in concentration and assuming a linear influence on the viscosity this would almost double the viscosity. Hence, the
apparent hydrodynamic diameter dH would be half the size. However, it is unlikely that all HTFSI introduced in the beginning
would be free as the particles were stabilised with it.
SAXS measurements on selected nanoparticle dispersions with SBMIM± TFSI− counterions were performed in order to analyse
if the increase of DH is due to the increase of viscosity or a change of the nanostructure (e.g. formation of aggregates or/and
change of interparticle interactions). The results in shown in Figure S1 show the same behaviour as in the DLS measurements,
however less pronounced. This suggests that it is mainly the nanostructure that changes, however, together with an additional
influence of the viscosity with increasing SBMIM± concentration.
Figure S2 shows that the colloidal stability of both nanoparticle dispersions with SBMIM± TFSI− counterions and SBMIM±

TfO− counterions is kept for a year despite their difference in interparticle interaction. This was also the case when kept in
open bottles without control of the atmosphere.

Figure S2. Absolute scattered intensities (normalized by the nanoparticle volume fraction ΦNP ≈1 vol%) obtained by SAXS
for dispersions of nanoparticles in EMIM TFSI with SBMIM+/- TFSI- and SBMIM+/- TfO- counter-ions measured more than
one year apart. During this time the sample was stored at ambient temperature and the sample with SBMIM+/- TFSI- was
additionally in contact with (the moisture of) air.

S3 Thermal Stabilities
S3.1 Coupled SANS and DLS measurements
DLS and SANS measurements were coupled at temperatures up to 200◦C. Figure S3 shows the setup of the experiments
performed at PAXY, LLB. A furnace was fixed on a controlled rotating table to ensure a reproducible position for all samples.
The oven was filled with nitrogen gas to work under inert atmosphere. A self-designed support for a DLS laser remote source
(from Cordouan Vascoflex or VascoKin) was fixed on the rotating table, Figure 3d. Figure S3 e) shows the DLS remote laser
source fixed on the support after turning the table by 45◦ and with a laser protection for security. As DLS measurements are fast
(around 2 min for ionic liquid-based colloids analysed here) the samples were analysed during temperature changes to monitor
temperature variations inside the sample. After obtaining a constant temperature, i.e., a constant DLS signal, the DLS remote
laser was removed. The table was turned back to the initial position and the SANS measurement was performed. These steps

S2/S4



were repeated at 27◦C, 70◦C, 135◦C, 200◦C and back to 27◦C. As only classical spherical quartz/spacer/quartz sandwich could
fit in this furnace and no change of the furnace was possible, adapted cells were developed, Figure S3a, making it possible to
heat liquid samples in the furnace. The cells are based on a Teflon spacer glued on quartz with a hole on the top to evacuate
gases that may form during the heating process. Figure S3b shows a filled cell and in c) the cell was placed in the oven. During
three neutron runs, three configurations were used that slightly differed.
1st run) neutron wavelength λ=6 Å, sample to detector distance d=1m; λ=6 Å, d=3 m and λ=8.5 Å, d=5 m
2nd run) λ=5 Å, d=1m; λ=5 Å, d=3 m and λ=8.5 Å, d=5 m
3rd run) λ=4 Å, d=1m; λ=5 Å, d=3 m and λ=8.5 Å, d=5 m

Figure S3. Scheme of the coupled SANS and DLS meseasurement setup at the PAXY spectrometer. a) Circular
quartz/spacer/quartz sandwich with a hole on the top to evacuate gases that may form during the heating process at elevated
temperatures. In b) this cell is filled with a sample and in c) it is in the furnace. D) Shows the configuration for SANS
measurements and e) for DLS measurements.

DLS enables checking that equilibrium is reached before measuring SANS. This is possible as the viscosity varies with
temperature which influences the correlation function. Hence, stability of the correlation function means that the viscosity and
temperature is stable. DLS performed after SANS tells us whether some change occurred. In addition, agglomeration could be
detected if curves drift to longer correlation lengths and hence time could be saved by skipping SANS measurements. Figure
S4 shows an example for nanoparticle dispersions with SBMIM± TFSI− counterions in EMIM TFSI and it is visible that the
change of the correlation functions G1(t) is due to a viscosity change as the two correlation functions before and after heating to
200◦C superimpose (ignoring a measurement problem due to vibrations leading to oscillations in the signal).

Figure S4. Dynamic light scattering (DLS) measurements for nanoparticle dispersions with SBMIM± TFSI− counterions in
EMIM TFSI. Note that the shift of the curves is due to a change of viscosity due to different temperatures.

S3/S4



S3.2 Thermogravimetric analysis (TGA)
Isothermal TGA measurements are shown in Figure S5. After an initial heating of 20◦C/min to 160◦C and temperature
stabilisation (together ten menutes) the consecutive weight loss for EMIM TfO after three hours at 160◦C, three hours at 180◦C
and ten hours at 200◦C is lower than 0.1%, showing that it is long-term stable at this temperature. 1

Figure S5. Isothermal thermogravimetric analysis (TGA) measurements for EMIM TfO for three hours at 160◦C, three hours
at 180◦C and ten hours at 200◦C.

References

1The ferrofluids could not be measured yet due to the COVID related lock down.
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Colloidal and Thermal Stabilities of Oxide Nanoparticle dispersions in EMIM TFSI stabilised
with sulfonate based imidazolium

4.3 | Conclusion

This chapter gives more information on the nanoparticle ionic liquid interface, here as an

example for the ionic liquid EMIM TFSI which is one of the most promising for thermoelectric

applications. The results indirectly prove that the zwitterions SBMIM± locate at the solid-liquid

interface. This was possible by first increasing the surface charge density adding HTFSI or HTfO

and adding SBMIM± in a second step. As already shown in chapter 3 long-term stable colloids

can be obtained despite differences in interparticle interactions, being here slightly attractive for

SBMIM± TfO− and again repulsive for SBMIM± TFSI− counterions. In addition, the colloidal

stability in both systems is kept up to 200◦C which is also the case for higher nanoparticle

concentrations up to 12 vol% (only tested for SBMIM± TFSI− counterions). Hence, these

long-term stable ferrofluids are suited for the use in high temperature applications being one of

the main advantages of using ionic liquids as solvents. Some TGA measurements are missing

that could not be performed due to the COVID-19 lockdown. As soon as these measurements

are performed and analysed, the article will be submitted.
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Chapter 5

Zwitterion-stabilised iron oxide

nanoparticles in the ionic liquid EMIM

TFSI: role of steric repulsion on

colloidal stability up to 200◦C

Contents
5.1 Introduction . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 69

5.2 Preparation of the nanoparticle dispersions . . . . . . . . . . . . . . . 71

5.3 Results and discussion . . . . . . . . . . . . . . . . . . . . . . . . . . . 72

5.3.1 First results at room temperature . . . . . . . . . . . . . . . . . . . . . 72

5.3.2 Influence of temperature on colloidal stability . . . . . . . . . . . . . . . 74

5.3.3 Discussion . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 77

5.4 Conclusion . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 79

5.1 | Introduction

Further modifications of the nanoparticle-ionic liquid interface with respect to colloidal and

thermal stability are explored in this chapter. The equivalent of the zwitterion SBMIM± with a

phosphonate group instead of a sulfonate group is analysed, called PACxMIM±, x can be equal

to 4, 6, and 12. Figure 5.1 depicts the structures of the ions that are analysed.

The principle of a zwitterion is hence kept. There are several reasons why the exchange of the

sulfonate group with a phosphonate group is interesting. First, stable nanoparticle dispersions
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Effect of Counterion Size on Ionic liquid-based colloids

Figure 5.1 – Structures of the analysed counterions and ionic liquid. Cx represents the length of
the alkyl chain length (=number of CH2) connecting the phosphonate with the imidazolium
group and is analysed here for 4,6, and 12. PAC4MIM± is the equivalent to SBMIM± with a
phosphonate instead of a sulfonate group.

are reported, obtained by phase transfer from a molecular solvent to ionic liquids with this kind

of coating. [62] Moreover, as the elements phosphor and bromine are not present in the ionic

liquids EMIM TFSI and EMIM FSI, chemical titration of these elements in both transfer phases

can give information about the localisation and condensation of the counterions PACxMIM± and

Br− and their transfer (or not) along with the particles. Second, changing the attaching group

(phosphonate instead of sulfonate) could have implications on the stability of the ferrofluids as

high surface affinity is reported for phosphonate groups. [76,77] Third, phosphonic acids with

imidazolium heads are commercially available with different chain lengths connecting these two

groups. This is not the case for their sulfonic acid counterparts and our partners at SOLVIONIC

were not able to synthesise them. Hence, the range of steric repulsion can be tuned in the case

of phosphonic acids. The steric effect is analysed extending the alkyl chain length from 4 in

PAC4MIM± (and SBMIM±) to 6 (PAC6MIM Br−) and 12 (PAC12MIM Br−).

However, the new zwitterion system is not completely analogue to SBMIM± and also presents

the following differences that we will keep in mind for the analysis. First, it is not possible to

analyse the ions PACxMIM± and Br− separately as pure PACxMIM± does not exist as a powder

or liquid. It is only available in its cationic protonated form as phosphonic acid HPACxMIM±

in combination with Br− anions. Hence the new zwitterion system shows a change of the

phophonate group and the anion. Second, the pKa values of the two types of acids are different.

Sulfonic acids are strong acids with pKa values ≈ -7 in contrast to phosphonic acids that are

weak acids and have pKa values ≈ 2.2 and 7.5. [78, 79] This could change the affinity of the

anionic group for the surface of the particle and the nanoparticle surface charge density for the

same concentration of added acids.
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Effect of Counterion Size on Ionic liquid-based colloids

The nanoparticle dispersions are analysed in the same way as in the previous chapters and

additionally chemical titrations (of P, Br and Fe) with inductively coupled plasma - mass spec-

trometry (ICP-MS) are used to determine the amounts of counterions that are transferred with

the nanoparticles from water to the ionic liquids EMIM TFSI and EMIM FSI. After transfer,

the dispersion in EMIM FSI was concentrated by ultra-centrifugation, leading to a concentrated

nanoparticle dispersion on the bottom of the centrifugation tube and the dispersing liquid on the

top. Both are analysed in order to determine the free and condensed counterion concentrations.

5.2 | Preparation of the nanoparticle dispersions

The nanoparticle surface is modified as explained in chapter 4 using the acids HPACxMIM+

(with x=4, 6, and 12) Br−. Note that the acids HPAC4MIM+ Br−, and HPAC6MIM+ Br−

are soluble in water but not HPAC12MIM+ Br−. Once deprotonnated, these acids lead to an

anionic entity, PACxMIM± Br− that acts as counterion for the cationic particles. The exact

role of each part (zwitterion PACxMIM± and Br−) will be examined in the following. Around

200 µL of dispersion at φNP ≈ 1 vol% are prepared in water with an acid concentration of 75

mmol/L leading to pH values around 2.2 and is mixed with the same amount of ionic liquid.

A phase transfer of the nanoparticles to the ionic liquid EMIM TFSI occurs for HPACxMIM+

(x=4,6,12) Br− counterions. The density of the ionic liquid is bigger than that of water. Hence,

a phase transfer of the nanoparticles leads to water rich supernatant on the top that contains no

particles as is visually observed, with the nanoparticles dispersed in the ionic liquid rich phase

on the bottom (see Figure 3b) and d) of chapter 3). However, it is more difficult to separate the

two phases with a butyl instead of a dodecyl chain in HPACxMIM+. Freeze-drying is used to

remove the water. In some cases the uncoloured water rich upper phase was removed with a

pipette before freeze-drying to accelerate the water removal and to analyse the partition of the

ions between the two solvents.

In addition, concentrated nanoparticle dispersions with PAC6MIM± Br− counterions are prepared

in EMIM FSI by ultra-centrifugation using an Optima 70 ultracentrifuge and a type 100 Ti

fixed-angle rotor from the company Beckman Coulter, USA. The bottom ionic liquid phases

containing the nanoparticles were centrifuged at 55 000 rpm (equals 243 000g) for 24 hours at

19◦C. This leads to a concentrated nanoparticle dispersion on the bottom of the centrifugation
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tube and the dispersing liquid on the top which are both analysed in order to determine the free

and condensed counterion concentrations.

5.3 | Results and discussion

5.3.1 | First results at room temperature

Stable nanoparticle dispersions were obtained in water with PACxMIM± Br− as counterions

for all chain lengths (x=4, 6, and 12) analysed here. This is in contrast to nanoparticles with

SBMIM± TFSI− counterions which agglomerate in water. Note however that SBMIM± TfO−

also leads to stable nanoparticle dispersions and hence the second anion (here Br−, TfO− or

TFSI−) is suggested to influence the colloidal stability in water.

After transfer of the nanoparticles to the ionic liquids EMIM TFSI and EMIM FSI, the uncoloured

water rich phase were removed with a pipette and they are analysed by ICP-MS together with

the nanoparticle dispersions in the ionic liquids after freeze-drying. Moreover, two concentrated

nanoparticle dispersions with PAC6MIM± Br− counterions in EMIM FSI together with their

corresponding dilute ionic liquid are analysed. The concentrations of P, Br and Fe (in the form

of φNP ) are given in Table 5.1.

Table 5.1 – ICP-MS measurements for nanoparticle dispersions in EMIM TFSI and EMIM FSI
with PACxMIM± Br− counterions. The corresponding uncoloured water rich phase after the
phase transfer to the ionic liquid was removed with a pipette before freeze-drying for all samples,
except if marked with∗ and is also analysed. n.m.= could not be measured yet.

sample φNP [P] [Br]
in vol% in mmol/L in mmol/L

in EMIM TFSI
PAC4MIM± Br− 0.92 57.5 24.2
corresp. water phase n.m. n.m. n.m.
PAC6MIM± Br− 0.85 50.1 2.6
corresp. water phase 0.00 18.8 60.3
PAC12MIM± Br− ∗ 0.84 0.8 97.4
in EMIM FSI
PAC6MIM± Br− 1.10 61.3 1.7
corresp. water phase 0.00 12.7 88.7
conc. PAC6MIM± Br 2.67 138.3 4.5
corresp. dilute IL 0.03 27.2 0.3
conc. PAC6MIM± Br− 4.43 217.4 9.1
corresp. dilute IL 0.04 27.0 0.0
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The following observations can be made. If the water-rich supernatant was removed with a

pipette before freeze-drying, the Br− anions are mainly in this water rich phase and only a

small amount of Br− anions are extracted with the nanoparticles into the ionic liquid-rich

phase. The amount of phosphor (= amount of PACxMIM±) shows the opposite behaviour,

most of these counterions move with the nanoparticles. In the concentrated samples both

P and Br concentrations increase with the nanoparticle volume fraction φNP . In order to

specify the quantity of condensed (tightly bound) and free counterions, the dilute ionic liquid

on the top of the centrifugation tube after ultra-centrifugation was chemically analysed, too.

Under the assumption that the centrifugation does not disturb the equilibrium between free

and condensed ions, the ion concentration in the supernatants equals the free ion concentration.

The free ion concentration is determined in the solvent (ionic liquid EMIM FSI) separated of

the nanoparticles in two concentrated samples by ultra-centrifugation. It is approximately 27

mmol/L for PAC6MIM± and below 1 mmol/L for Br−. Assuming this is valid for the samples

in EMIM TFSI as well, the maximum amount of condensed phosphonate groups and Br− in a

compact monolayer is deduced, taking the available surface for nanoparticles with lognormal

distribution (d0 = 8.7 nm, σ = 0.3), φNP = 1 vol%, and assuming ≈ 2 charges per nm2. In

literature [80, 81] a mean phosphonate head group size of ≈ 0.5 nm2 is observed in micelles,

which equals approximately two charges per nm2. This leads to around 1.5 to 2.3 monolayers of

PACxMIM± and below 0.2 monolayers of Br− assuming that all these ions would locate at the

nanoparticle interface.

The colloidal stability of the nanoparticle dispersions in EMIM TFSI with and without re-

moving the water phase before freeze-drying was analysed in a multi-length-scale. No aggregates

are detected in optical microscopy, and transmision electron microscopy (TEM) images show

well dispersed nanoparticles (Figure 5.2). Only for nanoparticle dispersions with PAC12MIM±

Br− counterions and a removed supernatant before freeze-drying some very small agglomerates

are detected.

The TEM images were complemented with SAS and DLS measurements. Figure 5.3a) shows

SAXS absolute intensities (normalised by the nanoparticle volume fraction ΦNP ). The results

lead to the same conclusions as for the TEM images. Nanoparticle dispersions with PAC6MIM±

Br− counterions give very similar results with or without the removal of the water supernatant

before freeze-drying. Nanoparticle dispersions with PAC12MIM± Br− counterions are slightly

better dispersed (more repulsive) if the supernatant is not removed before freeze-drying.
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Figure 5.2 – TEM images of nanoparticle dispersions in EMIM TFSI with PACxMIM± Br−

counterions for a) and d) x=4, b) and e) x=6, and c) and f) x=12. For the dispersions displayed
in a)-c) the supernatants were removed before freeze-drying and in d)-f) they were kept.

5.3.2 | Influence of temperature on colloidal stability

In a first step, Figure 5.3 b) gives information about the thermal stability, analysed with

SAXS measurements before and after heating the ionic liquid-based nanoparticle dispersions up

to 200◦C with a heating rate of around 2◦C/min and staying at 200◦C for around two hours. As

a reference, the scattered intensity of nanoparticle dispersions with SBMIM± TfO− counterions

are shown. They are very similar to their equivalent, nanoparticle dispersions with PAC4MIM±

Br− counterions before heating. However, the shape of the plotted curve differs at medium q

values between 0.02 and 0.08 Å−1, being higher for SBMIM± TfO− counterions.

The intensities at small q values decrease or stay the same after heating to 200◦C, which suggests

that these samples are all thermally stable. The change for PAC6MIM± Br− and PAC12MIM±

Br− is in the limit of the error bars, however, the nanoparticle dispersion with PAC4MIM± Br−

counterions reduce their attraction by more than a factor 2 when heated to 200◦C. Structure

factors are obtained (not shown) taking the same form factor as in the previous chapters. Here,

all S(Q→ 0) after heating are close to 1, meaning that the nanoparticle interactions are weak

and the interactions are slightly more repulsive with a higher chain length.

In order to further explore the behaviour during the heating process itself, SANS coupled with
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Figure 5.3 – SAXS absolute scattered intensities (normalised by the nanoparticle volume fraction
ΦNP ≈ 1 vol% for all nanoparticle dispersions) as a function of the scattering vector Q for
nanoparticle dispersions in EMIM TFSI. a) nanoparticle dispersions with and without removing
the uncoloured water rich phase after the phase transfer to the ionic liquid with a pipette
before freeze-drying are analysed with PAC6MIM± Br− and PAC12MIM± Br− counterions. b)
nanoparticle dispersions before and after heating to 200◦C are given for PACxMIM± (with
x=4, 6, and 12) Br− counterions. A curve for nanoparticle dispersions with SBMIM± TfO−

counterions are given as a reference.

DLS measurements were performed for PAC6MIM± Br− and PAC12MIM± Br− counterions

for different temperatures (up to 200◦C) (Figure 5.4). The initially elevated SANS intensity

at low q values and apparent hydrodynamic diameter dH for nanoparticles with PAC12MIM±

Br− counterions between 27◦C and 135◦C appears as an accident as the corresponding SAXS

measurements at room temperature before and after heating to 200◦C show no evolution and

match with the SANS measurement after the cycle. In addition, DLS measurements (not

shown) performed with the same sample batch before and after the heating process, gives

similar values as during the SANS measurements at higher temperatures and after heating.

This discrepancy could be explained by trace pollution (initial solvent, water, dirt...) which

is however disappearing reversibly when heated. Apart from this accident the samples seem

thermally stable in the experimental time scale. However, the shape of the plotted curves for

the nanoparticle dispersions with the two different counterions differs. The difference can be

explained by the difference of the contrast that these counterions cause when located at the

nanoparticle ionic liquid interface, proving that the PAC12MIM± counterions are at the interface.

However, the shape of the plotted curves is very different from the form factor used for all other

SANS measurements (e.g. Figure S-1 in chapter 3). Hence, it was not possible yet to deduce

nanoparticle interactions from SANS.
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Thus, DLS measurements were carried out to determine the nanoparticle interactions. Figure

Figure 5.4 – SANS absolute scattered intensities (normalised by the nanoparticle volume fraction
ΦNP ) at different temperatures (27◦C (◦), 70◦C (2), 135◦C (4), and 200◦C (∇) and back at
27◦C (3)) as a function of the scattering vector Q for nanoparticle dispersions in EMIM TFSI.
The uncoloured water rich phase after the phase transfer to the ionic liquid was not removed with
a pipette before freeze-drying, meaning that all introduced ions are in the samples. Nanoparticle
dispersions with PAC6MIM± Br− counterions at φNP=0.85 vol% (in red) and with PAC12MIM±

Br− counterions at φNP=0.84 vol% (in black) are shown. The inset shows the corresponding
apparent hydrodynamic diameter obtained by DLS measurements.

5.5 shows that the correlation functions G1 for the nanoparticle dispersions slightly shift to

longer times for all three counterions when diluted to lower nanoparticle volume fractions φNP .

When diluted from 1 vol% to 0.1 vol%, the apparent hydrodynamic diameter increases by 2.8

nm, 1.5 nm, and 5.1 nm for PACxMIM± (with x=4,6,12) Br−, respectively. This increase upon

dilution indicates that the nanoparticle dispersions are all slightly repulsive. The determined

apparent hydrodynamic diameter dH is in the order PAC6MIM± Br− < PAC12MIM± Br− ≤

PAC4MIM± Br−.

Figure 5.5 – Correlation functions G1 obtained from DLS measurements for nanoparticle disper-
sions with PACxMIM (x=4, 6 and 12) Br− counterions at φNP ≈ 1 and 0.1 vol%.
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5.3.3 | Discussion

The colloidal stability of the nanoparticle dispersions was already discussed in detail in

chapter 3 and 4, hence, only further findings about the mechanism influencing the layer efficiency

are discussed here.

Assuming a similar behaviour for the nanoparticle charge for different counterions [3], σ is here

approximately 25 µC/cm2 for the nanoparticle dispersions with PACxMIM± Br− counterions as

the pH value in water was approximately 2.2. Due to the slightly higher pH, this surface charge

density is slightly lower than for the best nanoparticle dispersions with SBMIM± TFSI− and

SBMIM± TfO− counterions (σ ≈ 30 µC/cm2). Assuming that a higher surface charge would

also improve the colloidal stability for the phosphonate zwitterions, an increase of the surface

charge density by an increased concentration of the acid could further improve the results.

The Θmax
ion values of the additional analysed ions (compared to chapter 4) are | Θmax

PAC4MIM± |≈

35 µC/cm2 in analogy to SBMIM± considering the size of the sulfonate and phosphonate

group similar, | Θmax
PAC6MIM± |≈ 30 µC/cm2, | Θmax

PAC12MIM± |≈ 20 µC/cm2, and | Θmax
Br− |≈ 120

µC/cm2, [45]. All these values consider the ions as spheres and hence differences are observed for

the different chain lengths. If the chain is however straight away from the nanoparticle surface,

the Θmax
ion values can depend only on the attaching phosphonate group and the Θmax

ion values

would hence be the same for all PACxMIM± zwitterions despite their chain length. A mean

phosphonate head group size of ≈ 0.5 nm2 is observed in micelles. This is equivalent to two

charges per nm2 which is assumed for the nanoparticles in this work. [80,81] This is similar to

values obtained for sulfonate groups. [82,83]

Direct comparison of the attaching groups shows that nanoparticle dispersions with phosphonate

(PAC4MIM±) lead to similar repulsive interparticle interactions than sulfonate (SBMIM±) if

the second counterion has a similar Θmax
ion value (| Θmax

Br− |≈ 120 µC/cm2 and | Θmax
TfO− |≈ 100

µC/cm2). The nanoparticle - ionic liquid interface is henced imagined as in Figure 8b) of chapter

4, which is here shown again in Figure 5.6 a).

The zwitterions PACxMIM± must locate at the solid-liquid interface like SBMIM± which is shown

here by titrations and the difference of the shape of the plotted curve in SANS measurements.

This is in accordance with the high surface affinity of phosphonate groups [76, 77] which is also

reported for sulfonate groups [84,85].

Higher chain length in the zwitterion PACxMIM± leads to slightly more repulsive systems

in the SAXS measurements. This is assumed to be due to additional steric repulsion and is
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Figure 5.6 – Schemes of the nanoparticle (NP) ionic liquid (IL) interface for an imaginable case
for a) PAC4MIM± Br− counterions in analogy to the scheme for SBMIM± TfO− counterions
shown in Figure 8b) of chapter 4, b) PAC6MIM± Br− counterions and c) PAC12MIM± Br−

counterions. They are shown for a high surface charge density σ ≈25 µC/cm2 illustrated by
several "+" on the nanoparticle surface. The ions are represented as ellipsoids, the zwitterion
PACxMIM± in green, the cation EMIM+ in yellow, and the anions TFSI− and Br− in light and
dark blue, respectively.

illustrated in Figure 5.6 b) and c). The same behaviour is observed in DLS measurements

when increasing the alkyl chain length from 4 to 6. However, increasing the alkyl chain length

from 6 to 12 leads to bigger apparent hydrodynamic diameter. The acid with the maximum

chain length HPAC12MIM+ Br− is not soluble in water in contrast to the two shorter analysed

acids. In addition, it is not soluble in EMIM TFSI which could then lead to (partial) collapse

of the dodecyl chain of the zwitterion, which would hence not contribute to steric repulsion.

Additionally, a collapsing of the zwitterions on the surface could disturb the ion layering that is

responsible for repulsion between the nanoparticles.

Although the amount of Br− ions extracted with the particles as obtained with titrations is

rather small, the amount staying with the nanopaticles stays at a constant amount compared

to the available nanoparticle surface (around 20% of the available surface if all Br− would

locate in the first layer to the nanoparticle). Localisation of these ions would therefore disturb

the first layer of PACxMIM± zwitterions due to their size difference and hence the multilayer

structure formed behind. In addition, Br− is a Lewis acid that can initiate degradation at higher

temperatures. An exchange of the Br− ion with another ion like TFSI− could hence further

improve the repulsion and thermal stability of the nanoparticle dispersions. The difference of the

shape of the plotted curve in SANS measurements between PAC6MIM± Br− and PAC12MIM±

Br− is considered to prove the localisation of the zwitterions PACxMIM± on the nanoparticle

surface. The polydispersity of the core follows a Schultz distribution (parameters d = 7 nm, σ

= 0.3). The shell has a uniform thickness (values below, Table 5.2).
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The curves were calculated as an example for a layer thickness of PACxMIM± corresponding to

Table 5.2 – SAXS and SANS SLD values for the calculated curves in Figure 5.7.

SLD SANS SLD SAXS
in Å−1 in Å−1

Core maghemite 6.85×10−6 3.93×10−5

Solvent EMIM TFSI 2.41×10−6 1.32×10−5

Shell PAC4MIM± 1.85×10−6 1.57×10−5

PAC6MIM± 1.52×10−6 1.52×10−5

PAC12MIM± 0.92×10−6 1.46×10−5

half their stretched size (0.55 nm, 0.75 nm and 1.1 nm for x=4, 6, and 12, respectively). The

calculated curves show the same trends as the measured scattered intensities. If the height of

SAXS intensities are normalised at q≈0.1 Å−1, almost no differences can be observed between

the shape of the plotted curve of the intensity. However, SANS is already in absolute intensities

and the calculated curves show the same difference of the shape of the plotted curve between

PAC6MIM± and PAC12MIM± zwitterions as in Figure 5.4. This proves that the PACxMIM±

zwitterions locate at the interface. Still, the calculated curves cannot fit the measured curves,

The calculated intensity at low q values are below the measured ones. This can be due to an

imperfect lognormal or Schultz size distribution, to an imperfect shape of nanoparticles which

are not perfectly spherical as seen in the TEM images in Figure 5.2. Consequently, a fit was here

not possible. A determination of a form factor in SANS measurements could help to determine

the state of the nanoparticle interactions. On the contrary, the influence of the longer chain

length on the contrast in SAXS measurements is below the error bars of the measurement and

can here not be the reason for the differences.

5.4 | Conclusion

Long-term thermally stable nanoparticle dispersions can be obtained shown by a coupled DLS,

SAXS and SANS analysis. A steric effect is analysed varying the chain length for PACxMIM±

(x=4,6 and 12) Br−. The differences are subtle, however, the optimal alkyl chain length seems to

be 6 followed by 4 and 12, being rather similar. Direct comparison of the attaching groups shows

nanoparticle dispersions with phosphonate (PAC4MIM±) lead to similar repulsive interparticle

interactions than sulfonate (SBMIM±) if the second counterion has a similar Θmax
ion value (Br−

and TfO−). However, when coupled with TFSI− counterions, the SBMIM± leads to the most

repulsive system.
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Figure 5.7 – Calculated SAXS and SANS scattered intensities for nanoparticles with d=7 nm
and σ=0.25 at φNP 1 vol% for a layer thickness of PACxMIM± corresponding to half their
stretched size.

Removal of the water phase after the nanoparticle dispersion transferred to the ionic liquid

EMIM TFSI has no crucial effect. Hence, the phase transfer can be used in applications to save

time and energy.

Future experiments should focus on the steric effect in a wider range of ionic liquids. The

influence of the different counterions on the thermoelectric properties were analysed by the

MAGENTA project partners and first results show an effect which should be analysed more in

detail.
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6.1 | Introduction

After the chapters 3 to 5) described how to prepare colloidally and thermally stable magnetic

nanoparticle dispersions in ionic liquids, the focus of this and the next chapter is on the analysis

of thermodiffusion of the nanoparticle dispersions. Possible employment for thermoelectric

applications rely on their thermodiffusive properties which are analysed by forced Rayleigh

scattering (FRS) measurements mostly performed by colleagues of the laboratory. Thermodif-

fusion is quantified by a concentration gradient induced by a temperature gradient, through

the Ludwig-Soret coefficient ST . Former studies [7, 61, 86–88] showed that depending on several

parameters (e.g. absolute temperature, nature of the solvent, nature of the surface charge and

of the counterions), the nanoparticles move either towards cold (thermophobic, ST > 0) or hot

(thermophilic, ST < 0) regions. In the beginning of this PhD ionic liquid-based nanoparticle

dispersions were not developed yet. Hence, as a prove of concept of the functioning of the FRS

setup, nanoparticle dispersions in molecular solvents were analysed first. In this chapter the effect

of the solvent on the thermodiffusive properties are analysed for hydroxyl coated maghemite

nanoparticles dispersed in water and dimethyl sulfoxide (DMSO) mixtures electrostatically
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stabilised with ClO−
4 counterions. Mass diffusion coefficients and Soret coefficients as a function

of the nanoparticle volume fraction are obtained using DLS, SANS and FRS.

The contribution of this PhD work to the article was in the synthesis and characterisation of the

samples by SANS and DLS measurements, the determination of the χ parameter, contribution

to the theoretical developments, and the preparation of the manuscript.

6.2 | Article: “Inversion of thermodiffusive properties of

ionic colloidal dispersions in water-DMSOmixtures probed

by forced Rayleigh scattering”
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Abstract. Thermodiffusion properties at room temperature of colloidal dispersions of hydroxyl-coated
nanoparticles (NPs) are probed in water, in dimethyl sulfoxide (DMSO) and in mixtures of water and
DMSO at various proportions of water, xW. In these polar solvents, the positive NPs superficial charge
imparts the systems with a strong electrostatic interparticle repulsion, slightly decreasing from water to
DMSO, which is here probed by Small Angle Neutron Scattering and Dynamic Light Scattering. However
if submitted to a gradient of temperature, the NPs dispersed in water with ClO−

4 counterions present a
thermophilic behavior, the same NPs dispersed in DMSO with the same counterions present a thermophobic
behavior. Mass diffusion coefficient Dm and Ludwig-Soret coefficient ST are measured as a function of
NP volume fraction Φ at various xW. The Φ-dependence of ST is analyzed in terms of thermoelectric
and thermophoretic contributions as a function of xW. Using two different models for evaluating the
Eastman entropy of transfer of the co- and counterions in the mixtures, the single-particle thermophoretic
contribution (the NP’s Eastman entropy of transfer) is deduced. It is found to evolve from negative in
water to positive in DMSO. It is close to zero on a large range of xW values, meaning that in this xW-range
ST largely depends on the thermoelectric effect of free co- and counterions.

1 Introduction

When submitted to a gradient of temperature ∇T , ionic
nanoparticles (NPs) dispersed in a polar solvent are sub-
jected both to the Ludwig-Soret effect [1], which induces a
gradient of volume fraction ∇Φ and a Seebeck effect [2,3],
which induces an electric field E. This can be used for po-
tential thermoelectric applications in terms of heat recov-
ery [4–10]. In stationary conditions, both ∇Φ and E are
proportional to ∇T and the NPs migrate either towards
the cold region or towards the hot region depending on the
sign of their Soret coefficient ST, given (at high dilution)
by ∇Φ = −ΦST∇T . Their Seebeck coefficient Sst

e is given

by E = Sst
e ∇T and it is connected to ST, through ŜNP,

� Contribution to the Topical Issue “Thermal Non-
Equilibrium Phenomena in Soft Matter”, edited by Fernando
Bresme, Velisa Vesovic, Fabrizio Croccolo, Henri Bataller.
�� Supplementary material in the form of a .pdf file available
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a e-mail: regine.perzynski@upmc.fr

the Eastman entropy of transfer of the nanoparticles in the
solvent1 [2, 12–15]. This single-particle contribution ŜNP

characterizes the affinity of the ionic NPs with the polar
solvent in which they are dispersed [12,15–17]. ST depends
on the interparticle interaction (thus on the NP’s concen-
tration and that of counterions), but also on the nature of
these counterions and on the nature of the solvent [17–19].

In the present study, we focus on two polar solvents
with a very different structural organization, namely di-
methyl sulfoxide (DMSO, H3C–SO–CH3) and water. Wa-
ter is a polar protic solvent strongly structured through
a H-bond network [20], while DMSO is a less organized,
aprotic and polar organic solvent, with a lower dielec-
tric permittivity εDMSO = 46 [21] than water at room
temperature. Mixtures of water and DMSO are chosen
for this study as they are miscible in any proportions
in these conditions. Using perchlorate (ClO−

4 ) counteri-
ons, the same acidic magnetic nanoparticles can be dis-
persed in both solvents, with the same type of electrostatic

1 The entropy of transfer Ŝi of ionic species i is defined as
in [11] as Q∗

i /T with Q∗
i the heat of transport of ionic species i.
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stabilization giving stable magnetic ferrofluids [18, 19].
Here the strong electrostatic interparticle repulsion im-
parts the two kinds of colloidal dispersions with similar
properties. However in the presence of a temperature gra-
dient, the same maghemite NPs present a thermophilic
behaviour in water (ST < 0) [16,18,19] while they present
a thermophobic one (ST > 0) in DMSO [6,18,19].

In order to follow progressively this change of ther-
modiffusive behaviour at room temperature, colloidal
dispersions of maghemite NPs (9 nm in diameter) are
dispersed in water and in DMSO at comparable [H+]
concentration (∼ 10−2 mol L−1) with perchlorate coun-
terions. Dispersions in water-DMSO mixtures are then
prepared at various mole fractions of water xW, various
NP volume fraction Φ and same [H+]. The colloidal
structure of the dispersions and the interparticle electro-
static repulsion are determined by Small Angle Neutron
Scattering and the electrophoretic charge of the NPs is
determined (at low volume fraction) by electrophoretic
measurements and Dynamic Light Scattering (DLS). We
present here a Forced Rayleigh Scattering (FRS) study
of these dispersions.

The samples probed here with the different techniques
(SANS, DLS, FRS) have the same ionic concentration
[H+] = 10−2 mol/L for all the xW solvent compositions
studied.

After a presentation of the synthesis and charateriza-
tion of the probed dispersions and that of the FRS exper-
iment, we show and discuss the results obtained for the
mass diffusion coefficient Dm of the NPs and the Soret
coefficient ST as a function of Φ and xW. ST is then an-
alyzed with the model presented in [16] in terms of ther-
mophoretic and thermoelectric contributions.

2 Preparation and characterization of the
colloidal dispersions

2.1 Solvent characteristics

Like water, DMSO is a polar molecular solvent. It is a
green grade solvent with low toxicity used in pharma-
cological applications, recyclable and biodegradable [22].
DMSO has amphiphilic properties with a strongly po-
lar sulfoxide group and two hydrophobic methyl moities.
Being aprotic and H bond acceptor, it is miscible with
water in any proportion above the DMSO melting point
(T > 18 ◦C) in atmospheric conditions. Water-DMSO
form an eutectic mixture 2 H2O:1 DMSO at xW = 66%,
liquid down to T = −73 ◦C [23]. At room temperature
the viscosity of DMSO is roughly twice that of water
while their densities are very similar (see table S1 in
the Electronic Supplementary Material (ESM)). The mix-
ture viscosity, as well as its density present a non-ideal
behavior with a maximum for molar-fractions of water
xW ∼ 66% corresponding to the eutectic mixture [24–26].
Other physical characteristics such as the thermal conduc-
tivity k [27, 28], the static relative permittivity εr [29, 30]
and the optical index n [24, 25] of water-DMSO mixtures

do not present such a pronounced non-ideal behaviour and
are monotonous functions of xW at room temperature; εr

decreases (almost linearly) from 80 in water down to 46
in DMSO [29–32] and n increases from 1.33 in water up
to 1.47 in DMSO [24,25].

These macroscopic properties are connected to molecu-
lar scale interactions between water and DMSO, in par-
ticular through H-bonds and van der Waals forces. H-
bond interactions are transient in nature, with ultrafast
breaking and making processes and various kinds of H-
bond associations are possible between water and DMSO
molecules. A crossover is found in ref. [33] for the H-bond
exchange rate at xW ∼ 85%, which is associated to the
fact that water-DMSO mixtures act as protein stabilizers
and activators for xW > 85%, while for xW < 85% they
act as denaturators and inhibitors. In [34], hydrogen-bond
population was numerically quantified on the whole range
of xW. Several structural studies, both experimental and
numerical, have shown concentration-dependent organiza-
tions of water and DMSO molecules [35], structural mi-
croheterogeneities [36], the formation of chains of water
molecules [37] or of network structures [38].

2.2 Chemical synthesis of the NP’s dispersions

Ferrite NPs are synthesized following Massart’s
method [39, 40] by polycondensation of ferric and
ferrous salts in strongly alkaline aqueous medium fol-
lowed by an hydrothermal oxidation at 100 ◦C under
atmospheric pressure with nitric acid [41] leading to
roughly spherical maghemite (γ–Fe2O3) nanoparticles,
coated with hydroxyl groups. A size-sorting of the NPs as
the one described in ref. [42] is performed. All the present
dispersions are based on the same initial batch of NPs.

These NPs can be easily dispersed in water at pH ∼ 2,
where they are positively charged. They have a point of
zero charge (PZC) ∼ 7–8 in water, where they floccu-
late. The method described in [18, 19] is used here to
tune the NP-solvent interface in water and in DMSO.
Starting from a flocculated aqueous dispersion at PZC,
all extra-ions and all the water molecules (that can be re-
moved) are then eliminated by repeated washings. Then
the NPs are charged in the chosen medium following a
controlled and reproducible process to obtain NP’s disper-
sions with perchlorate counterions (added in known quan-
tity) at [H+] = 10−2 mol L−1, either in water or in DMSO
at a NP’s volume fraction Φ ∼ 2.5%. A portion of the ob-
tained dispersions is ultracentrifugated at 2 × 105 g. Pro-
viding that the ultracentrifugation does not perturb the
local equilibria around NPs, concentrations of free co-ions
H+ and counterions ClO−

4 are determined in each disper-
sion by conductivity measurements in the supernatant. A
solution similar to the supernatant is then used to obtain
dilute dispersions at lower Φ in the same solvent. Disper-
sions in water-DMSO mixtures are obtained by mixing
in the adapted proportion a dispersion in water and a
dispersion in DMSO at the same Φ and the same ionic
concentration.
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Both in water and in DMSO, stable acidic dispersions
with a long term stability (more than 15 years2) are ob-
tained with positively charged NPs (hydroxyl groups -
acidic medium).

2.3 Characterization of NPs and of their dispersions

The magnetization of a dilute aqueous dispersion (at
Φ ∼ 1%) up to 800 kAm−1 is determined at room temper-
ature with a home-made Vibrating Sample Magnetometer
(data not shown). The size distribution of the magnetic
nanoparticles can then be deduced following the procedure
of ref. [43]. It is adjusted with a log-normal distribution
of diameter, of median diameter d0 = 7.5 nm and polydis-
persity index 0.35, leading to a volume-averaged diameter
dNP = 3

√
〈d3〉 = 9.0 nm.

Dynamic Light Scattering measurements are per-
formed in very dilute dispersions (at Φ ∼ 0.2%) in water
and in DMSO between T = 22 ◦C and 40 ◦C and in various
mixtures at T = 22 ◦C with a Vasco DLS particle analyzer
from Cordouan Technologies dedicated to dark media. It
allows to determine the NP’s diffusion coefficient DDLS.

The dynamic electrophoretic charge number ξ0 of
the NPs and its derivative ∂ξ0/∂T are deduced (as in
refs. [16,17]) in water and in DMSO from DDLS and from
measurements of the NP’s electrophoretic mobility μel at
Φ ∼ 0.01% with a NanoZS from Malvern (with a dip cell)
for 25 ≤ T ≤ 40 ◦C, using

ξ0 =
kTμel

eDDLS
at Φ → 0, (1)

leading to ξ0 = 65±6 and ∂ξ0/∂T = 0.4±0.2K−1 in water;
and ξ0 = 43±4 and ∂ξ0/∂T = 0.5±0.2K−1 in DMSO. The
values of ξ0 and ∂ξ0/∂T for the various mixtures probed
here are obtained by a linear interpolation of xW between
the values in pure water and in pure DMSO. As in [16,17],
this effective charge ξ0 is of the same sign but much smaller
than the structural charge of the NPs, which is due the
hydroxyl species H+ present at the maghemite surface (∼
2 charges per nm2, leading to a structural charge number
∼ 450). This difference has to be related here to a large
amount of ClO−

4 species condensed on the surface.
Small Angle Neutron Scattering measurements are

performed at PACE - LLB - Saclay - France in the range of
scattering vectors Q (2.4×10−3 Å ≤ Q ≤ 4.3×10−1 Å) on
various dispersions. The form factor of the nanoparticles
is deduced in water as a function of the scattering vector
Q by extrapolation at Φ = 0 of the intensities of three
dispersions at 0.3%, 1% and 2.5%. We follow the same
procedure as in [19] to deduce the osmotic compressibility
χ of the NP system from the scattered intensity at finite
volume fraction. Figure 1(a) presents the evolution of χ
in water as a function of the NP volume fraction Φ. As
the interparticle repulsion is strong in these colloidal dis-
persions stabilized electrostatically, χ(Φ) is here adjusted

2 As attested in DMSO by the DLS measurements presented
in sect. S6 of the ESM.

Fig. 1. (a) Osmotic compressibility χ as a function of the NP’s
volume fraction Φ in water; Open symbols: SANS results; Full
line: χCS adjustment with eq. (2); inset: osmotic compressibil-
ity χ as a function of xW in mixtures at Φ = 2.5%; open sym-
bols: experimental SANS results; full line: linear adjustment;
(b) A2 as a function of xW in mixtures as deduced from SANS
determinations and eq. (3) (open symbols) and as interpolated
with the Carnahan-starling model (full line).

(as in [16–19,44]) by the Carnahan-Starling expression for
effective hard spheres [45,46] of volume fraction Φeff (and
effective diameter taking in account the screening length
κ−1) as

χ(Φ) = χCS(Φeff) =
(1 − Φeff)4

1 + 4Φeff + 4Φ2
eff − 4Φ3

eff + Φ4
eff

.

(2)
The second virial coefficient A2 of the osmotic pressure Π
in the dispersion then writes

A2 = AHS
2

Φeff

Φ
= 4

Φeff

Φ
with Φeff = Φ

(
1 +

2κ−1

dNP

)3

,

(3)
with AHS

2 = 4, the hard sphere value of A2.
We obtain A2 = 33± 3 and κ−1 = 4.6± 0.4 nm for the

aqueous samples. The inset of fig. 1(a) shows the evolution
of χ as a function of xW obtained for the mixtures water-
DMSO at constant Φ = 2.5%. For the analysis, the same
NP’s form factor as in water is kept to deduce χ. The
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Fig. 2. Experimental device. The beam of a high-power Hg
lamp is temporally modulated thanks to a chopper. It illumi-
nates a grid, the image of which is made in the thermoregulated
(optical) sample-cell, producing a thermal and a concentration
gratings in the colloidal dispersion. Both gratings are probed
by the diffraction of a non-absorbed He-Ne laser beam and a
photo-multiplicator (PM) records the first order diffraction as
a function of time.

formalism of eqs. (2) and (3) then allows to obtain Φeff

and A2 as a function of xW (see fig. 1(b)). It leads to A2 =
17±2 and κ−1 = 2.8±0.4 nm in DMSO. These κ−1 values
in water, DMSO and their mixtures are experimentally
consistent with the values εr of the relative permittivity in
these media [32] and they roughly scale as κ−1 ∼ 0.47

√
εr

(in nm).

3 Forced Rayleigh Scattering experiment

The principle of the used Forced Rayleigh Scattering
(FRS)3 setup (see fig. 2) has been extensively described
in ref. [48]. Some improvements to the home-made de-
vice have been made. In particular, the modulation of
the power lamp is decreased to a few Hz to probe more
viscous systems than in ref. [48] and the sample envi-
ronment is now thermo-regulated allowing to work be-
tween T = −40 ◦C and 200 ◦C. However only results at
T = 21 ± 0.4 ◦C are presented here.

Using a high power lamp (6285 - 500W - Hg Arc Lamp
- Spectra Physics) and thanks to the strong optical ab-
sorption of the maghemite NPs, a thermal grating (of
period Λ ranging between 88 and 145μm) is created in
the dispersion, contained in an optical cell of thickness 25
or 100μm. The Soret effect then induces a concentration
grating in this dispersion. Both thermal and concentration
gratings are here probed with the first order diffraction of

3 FRS implies forced inhomogeneities with respect to the
spontaneous fluctuations observed in a classical Rayleigh scat-
tering experiment [47].

Fig. 3. (a) ΔΦ and ΔTmax as a function of time for a dispersion
at Φ = 2.5% in DMSO at q = 7.14 × 104 m−1. (b) Relaxation
time τ−1 of ΔΦ when the heat source is off as a function of q2

and (c) ΔΦSt = f(ΔT St
max) for dispersions at Φ = 2.5% in water

and in DMSO at various q and various powers of the lamp (in
the linear regime).

a non-absorbing He-Ne laser. The Soret coefficient ST is
obtained in stationary conditions thanks to a few Hz mod-
ulation of the Hg lamp (the thermal response of the system
being by orders of magnitude faster than the concentra-
tion one – see ESM, sects. S1 and S4). The relaxation of
the concentration grating when the Hg lamp is off, allows
to determine the mass diffusion coefficient Dm of the NPs.

With the heat source “on” (the Hg lamp heats the
dispersion periodically at 8Hz) the diffracted intensity,
related to both the growing concentration grating and the
corresponding thermal one, is recorded as a function of
time until a stationary state is reached. This diffracted in-
tensity is converted in i) temporal index-variations ΔnΦ(t)
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related to the temporal evolution of the concentration
grating and ii) temporal index-variations ΔnT related to
the temporal evolution of the thermal grating (see ESM,
sect. S1 for more details). From the values of ∂n/∂T and
∂n/∂Φ (see ESM, sect. S3), the temporal evolution4 of ΔΦ
associated to the concentration grating and of the enve-
lope ΔTmax of ΔT associated to the thermal grating are
determined (see fig. 3(a) for a sample at Φ = 2.5% and q =
2π/Λ = 7.14×104 m−1 (Λ = 88μm) in DMSO). When the
heat source is switched off (see fig. 3(a)) ΔTmax = 0 and
the diffracted intensity relaxes to zero as the concentration
grating ΔΦ relaxes exponentially to zero with a character-
istic time τ . Figure 3(b) presents τ−1 as a function of q2

in water and DMSO, at Φ = 2.5%, for different q values.
These two quantities are proportional to each other, show-
ing that the relaxation is a diffusion process, the (mass)
diffusion coefficient Dm being the slope of these straight
lines. We obtain Dm = τ−1q−2 = 5.12 × 10−11 m2 s−1 for
water and Dm = 1.23×10−11 m2 s−1 for DMSO. Different
powers of the lamp (ranging between 350 and 500W) are
used here to test that the response is linear and that the re-
laxation time τ−1 is independent of the power of the lamp.

Figure 3(c) presents the stationary value ΔΦSt of ΔΦ
as a function of ΔT St

max, the value of ΔTmax in the steady
state, for water and DMSO, at Φ = 2.5%. They are ob-
tained for different q values and different powers of the
lamp (remaining in the range of linear response) to test
that ΔΦSt and ΔT St

max remain proportional to each other,
for a given sample independently of q and of the lamp-
power. The slope of the straight lines in fig. 3(c) is pro-
portional to the Soret coefficient ST and as mentioned
earlier they are of opposite sign in water and in DMSO.
In the present experiment, the chopper, while operating,
is equally open and closed. Thus the mean value of ΔT is
〈ΔT 〉 = ΔTmax/2. The Soret coefficient is then given by

ST = − 2

Φ

ΔΦSt

ΔT St
max

. (4)

Figure 3(c) shows that at Φ = 2.5%, |ΔΦSt| is al-
ways smaller than 10−2% while ΔT St

max ≤ 0.085K for both
DMSO and water. We obtain here ST = −4.5 × 10−2 K−1

for water and ST = +0.10K−1 for DMSO.

4 Experimental results

FRS measurements are performed at several molar frac-
tions of water xW for different NP’s volume fractions Φ
(0.5 ≤ Φ ≤ 2.5%) at [H+] = 10−2 mol L−1.

4.1 Diffusion coefficient

The mass diffusion coefficient Dm for several dispersions
at different xW is presented in fig. 4 as a function of the

4 By convention (see ESM, sect. S1) ΔΦ is chosen here to
be positive for ST < 0 (particles moving towards hot regions)
and to be negative for ST > 0 (particles moving towards cold
regions), with positive ΔT between bright and dark fringes.

Fig. 4. Diffusion coefficient Dm as a function of the NP vol-
ume fraction Φ in mixtures of water and DMSO at different
xW – from top to bottom xW = 1, 0.96, 0, 0.15 and 0.59 – as
obtained from FRS measurements (circular symbols) and DLS
measurements at Φ = 0.2% (square symbols). Full lines corre-
sponds to eq. (5) with χ(Φ) = χCS(Φeff) (see eq. (2)) obtained
using the SANS measurement of fig. 1.

Fig. 5. Viscosity η of water-DMSO mixtures at 25 ◦C as a
function of the molar fraction of water xW from ref. [24] (small
squares/ full red line), Diffusion coefficient Dm,0 obtained at
21 ◦C by FRS and extrapolated at Φ = 0 (open circles) and
DDLS obtained at 22 ◦C and Φ = 0.2% (full circles) as a func-
tion of xW. Full green line adjustment of Dm,0 = kT/ζ0.

volume fraction Φ. For all solvent mixtures compositions,
it is an increasing function of Φ, as expected for the strong
interparticle repulsion inside the dispersions. In the low Φ
regime, where both FRS and DLS are performed fig. 5
shows the good agreement between the two determina-
tions of the diffusion coefficient. For all values of volume
fraction, Dm is a non-monotonous function of xW, with a
minimum for xW ∼ 0.6, which corresponds to the maxi-
mum of the mixture viscosity given in fig. 5. Indeed Dm

is related to the osmotic pressure Π and the local fric-
tion ζ of the NPs in the colloidal dispersion through the
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Fig. 6. Soret coefficient ST as a function of the NP volume
fraction Φ in mixtures of water and DMSO for several xW

values – from top to bottom xW = 0; 0.15; 0.83; 0.96 and 1 –
as obtained from FRS measurements (circular symbols).
Full lines correspond to the adjustment of the results with
eqs. (7) and (8), the entropy of transfer of ions (ŜH+/kT and

Ŝ
ClO−

4
/kT ) being deduced with the model of sect. 5.2.

following relations:

Dm =
1

ζ

∂Π

∂nNP
=

1

ζ

kT

χ
and χ =

kT
∂Π

∂nNP

, (5)

where nNP = Φ/VNP is the number of NPs per unit volume
(VNP being the NP’s volume), Π is the osmotic pressure of
the NP system and χ is its osmotic compressibility written
here in the framework of Carnahan-Starling formalism of
effective hard spheres used in eqs. (2) and (3).

The full lines of fig. 4 corresponds to the adjustment
Dm(Φ) = Dm,0/χCS(Φeff) with Φeff = ΦA2/4 and the A2

values presented in fig. 1. Here it is assumed that the local
friction ζ of the NPs in the colloidal dispersion equals ζ0

the friction in the solvent, neglecting any influence of the
interparticle interaction on the local friction.

The initial values Dm,0 at Φ = 0 and χ = χCS =
1 deduced from FRS experiments are presented in fig. 5
as a function of xW, for all the probed xW. The good
adjustment of Dm,0(xW) by kT/ζ0 (deduced from the xW-
dependence of the viscosity), shows that it is the solvent
viscosity which controls the variations of friction when xW

varies. This also attests the good NP’s dispersion whatever
the mixture as any aggregation of the NPs would lead to a
significant decrease of the diffusion coefficient with respect
to eq. (5) (shown by the full line in fig. 5). We see that
the non-ideal behavior of the viscosity as a function of
xW in the water-DMSO mixtures is also observed in the
experimental values of Dm,0(xW).

4.2 Soret coefficient

Figure 6 presents ST as a function of Φ for several mix-
tures. As previously shown in fig. 3(c) the measured Soret

coefficient is found positive in DMSO (at xW = 0) and
negative in water (at xW = 1). As expected from litera-
ture [6,16] the Soret coefficient is a decreasing function of
the volume fraction in DMSO, while it increases with Φ in
water. These behaviors are also observed in mixtures at
low and large xW’s. In mixtures rich in water (large val-
ues of xW) ST is negative and increases with Φ while it is
positive and decreases with Φ at low xW in mixtures rich
in DMSO. At intermediate values of xW the situation is
more complicated (data not shown). The measured Soret
coefficient increases with Φ and remains negative, close
to the one measured at xW = 0.83 down to xW = 0.59.
At xW = 0.43 and xW = 0.3, ST still increases with Φ
but it becomes positive at large Φ’s. Let us analyze these
dependences with the following modeling.

5 Theoretical background

5.1 Theoretical model

If the dispersions of ionic NPs are submitted to small gra-
dients of volume fraction ∇Φ and of temperature ∇T , the
Ludwig-Soret coefficient ST, being defined in stationary
conditions by

∇Φ = −ΦST∇T, (6)

can be rewritten [12,13,49,50] following a model5 detailed
in [6, 16,17] as

ST = χ

[
ŜNP

kT
− eξ0

Sst
e

kT

]
. (7)

ŜNP is the NP Eastman entropy of transfer [11], defined
as the ratio of the heat of transport of the NPs divided
by T , which characterizes the affinity of the NPs with the
solvent. The stationary Seebeck coefficient Sst

e [13] equals
for monovalent free ions:

eSst
e =

n+Ŝ+ − n−Ŝ− + ZnNPχŜNP

n+ + n− + ZnNPχξ0
. (8)

n+ (respectively n−) are the number of free H+ (respec-

tively ClO−
4 ) ions per volume unit and Ŝ+ (respectively

Ŝ−) their Eastman entropy of transfer. The (static) NP’s
effective charge Z is given by the electroneutrality of the
dispersion (see refs. [6, 16, 17]). It is of the same order of
magnitude as the (dynamic) NP’s effective charges ξ0, de-
termined experimentally (see sect. 2.3). For the sake of
simplicity, we assimilate them to each other in the fits of
ST(Φ).

5 In a first approximation, we neglect here the term 1
nkT

∂Π
∂T

which is here always smaller than 9 × 10−3 K−1. As well the
contribution of DMSO is not taken into account here because
ŜDMSO/kT evolves from −2.5 × 10−3 K−1 at xW = 0.1 up to
+2.5 × 10−3 K−1 at xW = 0.9 following the results of ref. [51].
Close to conditions where ST = 0, these neglected terms could
become slightly relevant.
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In eqs. (7) and (8), the only unknown quantities are

the three Eastman entropies of transfer, namely ŜNP, Ŝ+

and Ŝ−. The quantities Ŝ+ and Ŝ− are known in water, in
the infinite dilution limit and at room temperature, from
refs. [11, 52], ŜH+/kT = +0.018K−1 and ŜClO−

4
/kT =

0.000K−1. However they are not known in water-DMSO
mixtures and in pure DMSO.

5.2 ŜH+ and Ŝ
ClO

−
4

evaluation in water-DMSO

mixtures

We propose here to evaluate Ŝ+ and Ŝ− from the enthalpy
of transfer ΔtH

◦
ion of H+ and ClO−

4 ions from water to
water-DMSO mixtures, which are tabulated for several
xW values in refs. [53, 54]. Following the developments of
the ESM, sect. S5, the Eastman entropy of transfer of
the free ions Ŝ±(xW) can be expressed with the following
expression:

Ŝ±
kT

(xW) =
Ŝ±
kT

(xW = 1) − ΔtH
◦
±(xW)

RT 2
, (9)

where ΔtH
◦
±(xW) is the enthalpy of transfer of (±) ions

(H+ and ClO−
4 ) from water to the water-DMSO mixture

at mole fraction of water xW. Figure S4(a) of the ESM

shows the values of ŜH+/kT and ŜClO−
4
/kT as a function

of xW as deduced from refs. [53, 54] and eq. (9), together
with the interpolations used here (in particular for H+

for which we did not find any value of ΔtH
◦
ion(xW) for

0 < xW < 0.7). Note that anyway ŜH+/kT presents a
non-ideal behavior, with a pronounced maximum in the
vicinity of the eutectic proportion, while the variations of
ŜClO−

4
/kT as a function of xW are smoother.

The xW-dependence of the NP’s Eastman entropy of
transfer ŜNP is then deduced from the measurements
of ST. The results obtained from eqs. (7), (8) and val-

ues of ŜH+/kT and ŜClO−
4
/kT are presented in fig. 7(b).

ŜNP/kT decreases from ∼ +1K−1 at xW = 0 down to
∼ −0.5K−1 at xW = 1, with a “plateau” close to 0 for
0.3 < xW < 0.85. In fig. S4(b) of the ESM, these re-
sults are compared to those obtained with a more basic
evaluation of Ŝ±, obtained with the Born model which
only takes into account electrostatic considerations. Both
methods give very comparable results (see sect. S5 of the
ESM for more details).

Using eq. (8) and the electroneutrality relation in the
solution (ZnNP + n+ + n− = 0), the thermoelectric con-
tribution −eξ0S

st
e /kT in eq. (7) can be written as

−eξ0
Sst

e

kT
= − ξ0

kT

Z nNP

n+
(χ(Φ)ŜNP − Ŝ−) + (Ŝ+ − Ŝ−)

2 + Z nNP

n+
(1 + χ(Φ)ξ0)

.

(10)

This thermoelectric contribution −eξ0
Sst

e

kT is presented in
fig. 7(a) as a function of Φ for the same xW-values as in
fig. 6.

Fig. 7. (a) Thermoelectric contribution −eξ0
Sst

e
kT

as a function
of Φ for xW = 1, 0.96, 0.83, 0.59, 0.15 and 0 as obtained with
the model of sect. 5.2. (b) Comparaison between ST(Φ → 0)

and its two contributions in eq. (11): ŜNP
kT

(the single-particle

contribution to ST) and − ξ0
2

(
Ŝ+

kT
− Ŝ−

kT
) (the thermoelectric

contribution of ions) obtained in the framework of the model

of sect. 5.2 for Ŝ±. Full line and dashed lines are guides for the
eye.

In the very dilute limit Φ → 0 and χ = 1, the Soret
coefficient reduces to

ST(Φ → 0) =
ŜNP

kT
− ξ0

2

(
Ŝ+

kT
− Ŝ−

kT

)
; (11)

the first term coming from the NPs (single-particle ther-
mophoretic contribution) and the second from the free
ions (thermoelelectric contribution of free ions at Φ = 0).
As an illustration of their relative importances, fig. 7(b)
compares these two terms to ST(Φ → 0) as a function
of xW. In this very dilute limit (Φ → 0 and χ = 1), the

single-particle contribution ŜNP from the NPs is domi-
nant in ST for xW ≤ 0.15 (close to pure DMSO) and for
0.83 ≤ xW < 1 (close to pure water), while on the contrary
for 0.4 ≤ xW < 0.8 it is the Seebeck contribution from the
free ions, which dominates in the ST-values (both contri-
butions are close to each other at xW = 1). Note that close
to xW ∼ 0.27, where ST(Φ → 0) ∼ 0, the contributions
neglected in footnote 5 may become slightly relevant.

Moreover we observe here that the single-particle ther-
mophoretic contribution ŜNP changes its sign around xW
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∼ 0.8 (being negative above). This corresponds to the
value of xW where the Soret coefficient of DMSO in water
changes its sign in ref. [51] (being positive above). This
“anti-correlation” could be related to the fact that what-
ever the solvent in which they are dispersed, these NPs
always keep a layer of structural water at their surface
leading to ŜNP of the same sign as the Soret coefficient of
water in DMSO.

Let us note as well that, contrary to what we observe
in fig. 4 for the dynamic quantity Dm, there is here no
mark of non-ideality at Φ = 0 for the Soret coefficient ST

in the neighborhood of the eutectic proportion xW ∼ 0.66,
nor for any of its two components ŜNP and Sst

e . This could
be related to the nature of the counter-ions condensed at
the NP surface, which are here ClO−

4 and for which Ŝ−
does not present any bump at the eutectic composition
(see fig. S4(a) in the ESM).

At finite concentration, this simple description does
not hold any longer since the interparticle interactions en-
ter into play through the coefficient χ(Φ) in eq. (7) and

the NPs contribute to the thermoelectric term −eξ0
Sst

e

kT
(see eq. (8) and fig. 7(a)).

6 Discussion

The Eastman entropy of transfer ŜNP of the ionic NPs
is the single-particle thermophoretic contribution (all the
interparticle interaction and Seebeck contributions being
already eliminated). It has been shown in [16–18] that ŜNP

depends on all the details of the interface between the NPs
and the solvent (NP’s coating, nature and concentration
of free counterions, nature of the solvent).

This evolution of ŜNP correlates with the evolution of
the structure and the dynamics of the pure water-DMSO
mixtures [33, 34]. Indeed, adding a few DMSO molecules
in water induces huge changes in the molecular organi-
zation observed in the mixtures due to strong H bonds
interactions between DMSO and water [34]. In the range

0.85 ≤ xW ≤ 1 where ŜNP is negative, the exchange rate
of H bonds moreover slows down while adding DMSO due
to these H bonds between the two solvent molecules which
are for example at the origin of the cryoprotective role of
DMSO for proteins in this range of xW [33]. When in-
creasing the DMSO content further (xW < 0.85), the dy-
namics of the water/surface H bonds should change due
to the increasing number of DMSO molecules, which can
also solvate the NPs surfaces [33]. As well, adding some
water molecules in DMSO (0 ≤ xW ≤ 0.1) modifies its or-
ganization on the molecular scale, however this does not
influence much ŜNP, which remains constant and posi-
tive. In the intermediate region (0.1 < xW ≤ 0.65) where

the structure of DMSO does not evolve much [34], ŜNP

does not change much either. We recall that no special
behaviour is here detected in the region of the eutectic
point close to xW = 0.66.

Moreover, it has been shown in refs. [13, 55–58] that

two main mechanisms of ionic shielding contribute to ŜNP.

Fig. 8. Ŝ solv
NP /kT (main figure) and Ŝ cm

NP/kT (inset) as a func-
tion of xW obtained using eqs. (12) and (13). Symbols of the

main figure: Ŝ solv
NP /kT deduced from fig. 7(b) in the framework

of the model of sect. 5.2 (open squares); as deduced from the

Born model for Ŝ± and fig. S4(b) of the ESM (open circles).

One is electrostatic. It is driven by the buildup of the NP’s
charge and of the ionic shell. It is usually described [59–

61] with the capacitor model Ŝ cm
NP. The second one Ŝ solv

NP
corresponds to the solvation of the NPs and of their ionic
shell in the solvent [59]. ŜNP then expresses as

ŜNP = Ŝ cm
NP + Ŝ solv

NP . (12)

The capacitor contribution can be written as

Ŝ cm
NP =

∂

∂T

[
(eZ(xW))2

2πε0ε(T, xW)dNP(2 + κ(T, xW)dNP)

]
,

(13)
where Z(xW) is the static effective charge in the solu-
tion (taken here equal to ξ0(xW)), ε(T, xW) is the rela-
tive permittivity of the aqueous dimethyl sulfoxide solu-
tion at xW and where κ−1(T, xW) is the screening length
at xW. ε(T, xW) is obtained from ref. [30]; ξ0(xW) and
dξ0(xW)/dT are deduced by linear interpolation between
their measured values in water and DMSO; κ−1(xW) is
deduced from eq. (3) and measurements of fig. 1.

Ŝ cm
NP (see inset of fig. 8) then varies almost linearly

from ∼ +2.5K−1 in pure DMSO to ∼ +3K−1 in pure
water; It strongly depends on dξ0/dT .

Ŝ solv
NP , as obtained from eq. (12) is presented in fig. 8

in the framework of the model of sect. 5.2 for evaluating
ŜH+/kT and ŜClO−

4
/kT and compared to the values ob-

tained with the Born model described in sect. S5.1 of the
ESM. In both cases Ŝ solv

NP is negative, as expected in wa-
ter in ref. [59] and it stays negative whatever xW, even in
pure DMSO at xW = 0.

It expresses a strong solvophilicity of the NPs on the
whole range of xW as Ŝ solv

NP decreases from −1.5K−1 in
DMSO down to ∼ −3.5K−1 at large proportion of water
(xW ≥ 0.9).
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7 Summary: perspectives

The Soret coefficient of acidic NPs dispersed at [H+] =
10−2 mol L−1 in water-dimethyl sulfoxide mixtures is mea-
sured at different mole fractions of water xW. It is observed
that at low fractions of water the NPs are thermophobic
(ST > 0) while at large fractions of water they are ther-
mophilic (ST < 0). This has to be ascribed both to the
single-particle thermophoretic contribution (the so-called

NP’s entropy of transfer ŜNP which is linked to the par-
ticle/solvent interaction) and to the thermoelectric con-

tribution (Seebeck term −eξ0
Sst

e

kT in which all the charged
species contribute).

It is shown here that the single-particle thermophoretic
contribution of the NPs is dominant at low and large xW

values (xW ≤ 0.15 and ≥ 0.83) while it is the Seebeck
term which dominates at intermediate xW. Whatever xW,
the solvation contribution to ŜNP is negative, expressing
a strong affinity of the ionic NPs with the mixtures of
water and DMSO. However this solvation contribution is
much stronger in absolute value at large water contents
xW, which implies a huge role of the hydrogen-bonds of
water molecules with the NPs surface in this solvation con-
tribution. The (negative) solvation contribution then dom-
inates the (positive) electrostatic contribution and both

ŜNP and ST are negative. On the contrary at low values of
xW, the (positive) electrostatic contribution to ŜNP dom-
inates the (negative) solvation term and gives a positive

sign to ŜNP, as well as to the Soret coefficient ST.
The interparticle interaction is here strongly repulsive.

It imparts the systems with its colloidal stability and leads
to higher NP’s diffusion coefficients for larger NP’s volume
fractions Φ, whatever xW. It is due to the strong decrease
of the osmotic compressibility χ of the NP’s system as Φ
increases.

At low and large xW values, whatever the ST sign,
the interparticle interaction reduces the Soret coefficient
in absolute value as Φ increases, because of the decrease of
χ. In the intermediate range of xW, where the thermoelec-
tric contribution becomes more important, the situation
is more complicated.

Such colloidal dispersions of ionic NPs in mixtures of
water and DMSO can be very useful for thermocell appli-
cations, as tuning the proportion of DMSO in the system
allows to tune in sign and amplitude the Soret coefficient
and the entropy of transfer of the NPs. However, they
can also be useful to understand the temperature evolu-
tion of hydrogen bonding in these mixtures. Indeed in the
present work, only room temperature measurements have
been performed and it would be also important to explore
the temperature evolution of the Soret coefficient (and
of the NPs entropy of transfer) at higher temperatures,
and also at lower temperatures in the eutectic vicinity, for
molar fraction of water xW ∼ 0.66. The influence of the
concentration of free ions [H+] and [ClO−

4 ] would be also
important to examine, as it is a way to tune the Seebeck
coefficient at finite concentration. As well it would be of
paramount interest to study the influence of the nature
of the counterion on the Soret coefficient. Unfortunately

up to now ClO−
4 is the only counterion that we know

that leads to the colloidal stability of the dispersions of
maghemite NPs in the whole range of xW in water-DMSO
mixtures.

We propose here a method to evaluate the ionic contri-
butions ŜH+ and ŜClO−

4
using the ionic enthalpy of transfer

of H+ and ClO−
4 at room temperature. Direct experimen-

tal and/or numerical determinations of these quantities
as a function of temperature would be extremely useful
in the near future to analyze the Soret coefficient in these
solutions of ionic NPs as a function of T .
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and Laboratoire Léon Brillouin for the beamtime allocation on
PACE in ORPHEE. This work has been supported by Euro-
pean Union’s Horizon 2020 research and innovation programme
under the Grant No. 731976 (MAGENTA).

Author contribution statement

JCR synthesized and characterized all the samples, under
the supervision of ED and VP. MS realized all the FRS
measurements under the supervision of GD, GM and RP.
The technical improvements of the FRS device were done
by FG. The theoretical developments presented here were
done in close collaboration among all the members of the
team. All the authors were involved in the preparation of
the manuscript. All the authors have read and approved
the final manuscript.

Publisher’s Note The EPJ Publishers remain neutral with
regard to jurisdictional claims in published maps and institu-
tional affiliations.

References

1. C. Soret, Arch. Sci. Phys. Nat. Genève 3, 48 (1879).
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Inversion of thermodi↵usive properties of
ionic colloidal dispersions based on

DMSO-water mixtures probed by forced
Rayleigh scattering

Electronic Supporting Information

by
M. Sarkar, J. Riedl, G. Demouchy, F. Gélébart,
G. Mériguet, V. Peyre, E. Dubois, R. Perzynski

S1 Di↵raction by a refractive index
modulation

The two timescale model used in the analysis of our
experiment have been studied in detail in Ref. [1], to-
gether with the di↵racted intensity of the probing laser-
beam. High orders of di↵raction are observed in the ex-
periment, which is performed in the Raman-Nath regime
(thin grating) with a very small Klein factor QKlein [2,3,
4]:

QKlein =
2⇡�d

n⇤2
⌧ 1. (S1)

It can be checked that this relation is fulfilled in the ex-
periment with wavelength � = 632 nm, largest sample
thickness d = 100 µm, lowest refractive index n = 1.33
and smallest grating-period ⇤ = 88 µm.

Figure S1 shows the temporal evolution of the (first
order) di↵racted intensity for a system - first at the con-
centration steady-state with the chopper alternatively on
and o↵, and - then relaxing to zero after switching o↵ the
heat source (chopper o↵). Left (resp. right) part of the fig-
ure is an illustration for a dispersion with a positive (resp.
negative) Soret coe�cient. The two time-scale model is
based on the fact that the thermal di↵usion of the system
(thermal di↵usion coe�cient Dth = k/⇢cp with k the con-
ductivity, ⇢ the density and cp the specific heat capacity)
is a rapid process compared to the nanoparticle di↵usion
(mass di↵usion coe�cient Dm) (see section 3 of main text
and section S4 of E.S.I.). Then, if the concentration is at
steady state, the contribution of the thermal grating to
the di↵racted signal exhibits the same periodicity as the
heating light (given by the chopper characteristics: fre-
quency 8Hz with a duty cycle of 50%).

Looking at the first order of di↵raction of the (1D)
spatial grating along the Ox direction, the temperature
and the volume fraction of particles can be assimilated to:

�(x, t) = �0 +
��(t)

2
sin

⇣
2⇡

x

⇤

⌘
. (S2)

T (x, t) = T0 +
�T (t)

2
sin

⇣
2⇡

x

⇤

⌘
; (S3)

Here �0 and T0 are respectively the mean value of the
volume fraction and of the temperature along the x-axis
during the experiment, �� and �T being their spatial-
modulations. By convention �T is always taken positive;

Figure S1. Temporal evolution of the di↵racted intensity, first
oscillating at concentration steady-state between IT� (chopper
on and system at the upper temperature steady-state) and I�
(chopper o↵ system at the lower temperature steady-state )
and relaxing to zero after switching o↵ the heat source (chop-
per o↵); Left figure, example for a dispersion with a positive
Soret coe�cient; Right figure, example for a dispersion with a
negative Soret coe�cient.

�� is positive if the NPs go towards hot regions (meaning
ST < 0) and �� is negative if the NPs go towards cold
regions (meaning ST > 0). The stationary value of �� is
denoted ��St and �T oscillates at 8 Hz between 0 when
the heat source is o↵ and �Tmax when the heat source is
on.

The spatial modulations of temperature and of volume
fraction induce spatial modulations of the refractive index,
which can be written as :

n = n0 +
�n

2
sin

⇣
2⇡

x

⇤

⌘
(S4)

For a probe beam of intensity I
0 , with an angle of inci-

dence ✓ (assuming that the modulation is weak (n0 � �n)
and that the dielectric medium is lossless (n00 ⇠ 0)), the
modulation �n is related to the first-order di↵racted in-
tensity Id in the conditions of Eq. S1 through:

�n = ±� cos ✓

⇡d

s
Id

I0

, (S5)

here ✓ = 38�.
Let us denote �n

T�
the contributions of T and � mod-

ulations together. We can assume that the total refractive
index modulation �nT�

is a linear sum of two contri-
butions to the refractive index modulation, namely one
(�nT

) owing to the temperature gradient and the second
one (�n

�
) owing to the concentration gradient, written

as:
�nT�

= �n
�

+�n
T
. (S6)

Experimentally, we have access to the first-order di↵racted
intensity IT�

, associated to �n
T�

when the chopper is
on (and the system at steady state with respect to both
� and T ). When the chopper is o↵, at the steady state
of � and T , the di↵racted intensity is I�

(see Fig. S1).
Depending on the sign of the Soret coe�cient, I

T�
is ei-

ther larger or lower than I
�
. For positive Soret coe�cients

(when particles move to regions with lower temperatures)
the temperature and volume fraction modulations are in
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antiphase while for negative Soret coe�cients (particles
move to higher temperatures) they are in phase. As the
variation of refractive index with temperature (@n/@T )
is usually negative while @n/@� is positive, the contribu-
tions of the temperature and concentration gradients to
the total refractive index are additive for positive Soret
coe�cients while for negative Soret coe�cients they op-
pose each other (see Fig.S1). We then deduce [1]:

|��| =
|�n�

|
@n/@�

=
� cos ✓

⇡d @n/@�

p
I
�
/I0 (S7)

�Tmax =
|�n

T
|

|@n/@T | =
|�n

T�
��n

�
|

|@n/@T |

=
� cos ✓

⇡d |@n/@T |
���
p

I
T�

/I0 �
p

I
�
/I0

��� ,
(S8)

�� being here of the same sign of I
�
� I

T�
.

Fig. 3a of the main paper illustrates the time evolution
of�� and�Tmax as obtained for a dispersion at � = 2.5%
in DMSO at a given ⇤. In that particular case, �� reaches
its stationary value ��St in ⇠ 60 s while �Tmax reaches
a roughly constant value �TSt

max in a few seconds. The ex-
perimental values of I

�
and I

T�
are obtained thanks to a

filtering processing of the signal, at the chopper frequency.
As illustrated by Fig. 3c of the main paper, the conditions
�TSt

max ⌧ T0 and |��St| ⌧ �0 are always fulfilled.

S2 Theoretical modeling

When a temperature gradient is applied to the sample,
the particle current owing to its volume fraction flow can
be written as:

jNP = �Dmr�� �0STDmrT. (S9)

Here we neglect the electric drift of the particles in
the presence of an external electric field [1,5]. Dm is the
di↵usion coe�cient related to Fick’s di↵usion while ST

is the Soret coe�cient which is a measure of the volume
fraction gradient induced by the temperature gradient. In
steady state without particle flow (jNP = 0) the Soret
coe�cient is given by

�0STrT = �r� (S10)

Using the continuity equation for the volume fraction
flow @�/@t = �rjNP the temporal variation of the vol-
ume fraction can be written using Eq. S9 as

@�

@t
= Dmr2�+ �0STDmr2T. (S11)

Using Eq. S2, it reduces to:

@��

@t
= �Dmq2��� �0STDmq2�T. (S12)

When the heat-source is switched o↵, �T = 0 almost
immediatly (see Fig. 4a of the main paper in the condi-
tion of heat source o↵) and the relaxation of the volume
fraction modulation ��(t) is given by:

��o↵(t) = ��st exp(�q2Dmt) (S13)

The volume fraction gradient undergoes an exponen-
tial decay, with a time constant ⌧ = q�2D�1

m and the
di↵usion coe�cient Dm can be determined. In the main
text we present some results obtained for the heat-source
o↵ (see Fig. 3b of the main paper showing ⌧�1 as a func-
tion of q2 for two samples at the same volume fraction
�0 = 2.5%. The slope of the straight lines gives the value
of Dm).

It is important to note that the rate on/o↵ of the chop-
per when the heat-source is on, is an important parame-
ter in the measurements. Here we use a chopper with a
duty cycle of 50% and then during the heating process
h�T i = �Tmax/2. We thus deduce the Soret coe�cient in
the steady state with the following expression:

�0ST = � 2��st

�TSt
max

. (S14)

Fig. 3c of the main paper shows ��st as a function
of �TSt

max for two samples at the same volume fraction
�0. The slope of the straight lines gives the value of ST.
Note that to deduce ST, it is important to check that the
measurements performed at di↵erent powers of the heat-
ing lamp remain within the range of linear response where
�T ⌧ T0. It is also important to check that ST remains
constant while varying q (or equivalently the period ⇤ of
the grid) to check that the frequency of the chopper allows
the thermal modulation to relax completely during one of
its ”o↵” time-period.

S3 Values of @n/@T and @n/@� of NP
dispersions in water-DMSO mixtures

For the analysis of the ST measurements, it is nec-
essary to know the values of @n/@T and @n/@� of the
colloidal dispersions as a function of � and of their molar
fraction of water xW.

In E.S.I. of Ref. [6], it has been shown that in water,
the quantity @n/@� is well described by the formalism
of Bruggeman [7] up to � = 2.5%. We assume here that
it is also true in the mixtures of water and DMSO. It is
also shown that at low volume fractions and to the first
order, the quantity @n/@T in the dispersions equals that
of the pure solvent. Fig. S2 shows, as a function of xW the
values of @n/@T used in the analysis of the main paper.
They are interpolated from experimental measurements of
index variations of the solvent mixtures as a function of T
at given xW, using the ARAGO apparatus from Cordouan
Technologies.
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Table S1. Characteristics of water and DMSO at room temperature. ⌘ is the viscosity from [8], ⇢ the density from [8], cp the
specific heat capacity, k the thermal conductivity from [9] and Dth calculated with Eq. S16.

Solvent ⌘ ⇢ cp k Dth

10�3 Pa s 103 kg m�3 J g�1K�1 W m�1K�1 10�7 m2s�1

H2O 0.90 1.00 4.18 0.60 1.4
DMSO 2.00 1.10 1.94 0.19 0.9

Figure S2. Values of @n/@T in the water/DMSO mixtures
used in the main paper; Symbols : (Open triangles) experi-
mental determinations obtained in mixtures with the ARAGO-
Cordouan apparatus; (open circles and dashed line) interpola-
tion used for the ST analysis.

S4 Thermal conductivity of NP dispersions in
water-DMSO mixtures

At the NP’s concentration steady state, the process
of thermal di↵usion is driven by the following continuity
equation :

⇢cp
@T

@t
� krjth = Q̇vol � Q̇loss (S15)

where, as partly seen previously, ⇢ is the density, cp the
specific heat capacity, k the thermal conductivity, jth the
heat flow and Q̇vol � Q̇loss the averaged heat input (Q̇vol)
per time and volume unit in the sample minus the various
losses of power per volume unit (Q̇loss).

The process of temperature evolution is then a di↵u-
sion process ruled by the solvent thermal di↵usion coe�-
cient Dth :

Dth =
k

⇢cp
, (S16)

with typical values at room temperature given in Table S1
of E.S.I. for water and DMSO. Measurements from Ref.
[9] and simulation results from Ref. [10] in water-DMSO
mixtures are presented in Fig. S3.

The associated relaxation time ⌧th

⌧th = D�1
th q�2 (S17)

is then ⇠ 1.4 ms in water and ⇠ 2.2 ms in DMSO, for
q = 7.14⇥104 m�1 (⇤ = 88 µm) as in Fig. 3a of the main
paper.

Figure S3. Thermal conductivity k of mixtures water-DMSO
as a function of (xW ) - Symbols: (�)experimental data from
[9]; (⇤) simulation data from [10].

S5 Evaluation of Ŝ± in water-DMSO mixtures

We propose here two methods to evaluate Ŝ+ and Ŝ�.

S5.1 Born model

A first minimal approach (I) has been proposed in Refs. [11,
12] based on the Born model. Using the stick boundary

condition in the friction of ion i, Ŝi = Q⇤�
i /T can be eval-

uated as1:

Ŝi =
Q⇤�

i

T
= � e2Z2

i

4"2Ri

@"

@T
(S18)

where Zi and Ri are the valence and the radius of ion i, in
the medium of dielectric constant ". However, this rough
calculation, based on a continuous dielectric description
does not take into account the specificities of the ion solva-
tion. Fig. S4a shows in dotted lines the values of ŜH+/kT

and ŜClO�
4
/kT as a function of xW deduced from Eq. S18.

S5.2 Enthalpy of transfer

Another method (II) (developed in Section 5.2 of the main

paper) is used to deduce Ŝ+ and Ŝ� from the enthalpy of
transfer �tH

�
ion of H+ and ClO–

4 ions from water to water-
DMSO mixtures. They are tabulated for several xW values
in Refs. [13,14].

1 Q⇤�
i is the heat of transport of ion i.
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Figure S4. (a) Values of ŜH+/kT and Ŝ
ClO�

4
/kT as a function

of xW as deduced for model (I) from Eq. S18 (dotted lines) and
for model (II) from Eq. 9 of the main paper and Refs [13,14]
(open symbols : computed from the experimental values of [13,
14] and dashed lines interpolations used here); (b) Values of

ŜNP/kT as a function of xW as deduced from Eqs. 7 and 8 of

the mai paper, and values of ŜH+/kT and Ŝ
ClO�

4
/kT from (a)

[Open circles: from Eq. S18 (model (I)); Open squares: from
Eq. 9 of the main paper (model (II)) and Ref. [13,14]].

S5.2.1 Evaluation of the change of ST with the change of
solvent

In a solvent or a mixture of solvents ', the steady state in
a temperature gradient yields for one type of ions (denoted
±) and neglecting other couplings:

rn± = �S'T n±rT, (S19)

which leads to the following operational definition of the
Soret coe�cient

S'T = �d lnn'±
dT

(S20)

If another mixture  is considered, the concentrations
of the ions in the mixtures ' and  are related at equilib-
rium by the partition constant

K� = n ±/n'± (S21)

and the Gibbs free energy of transfer

�tG
�
�! = �RT lnK� (S22)

Using eq. S20 in the mixture  and introducing the par-
tition constant

S T = �d lnn ±
dT

= S'T � d lnK�

dT
(S23)

which yields finally with the use of van’t Ho↵ equation:

S T = S'T �
�tH

�
�! 

RT 2
(S24)

In these conditions, the Soret coe�cient of an ion, S T ,
in a mixture of solvents  can be derived from the Soret
coe�cient of this ion, S'T , in another mixture of solvents
' and the heat of transfer of the ion under consideration
from the mixture ' to the mixture  .

S5.2.2 ŜH+ and ŜClO�
4

in water-DMSO mixtures

We apply Eq. S24 to water-DMSO mixtures. The ob-
tained values of ŜH+ and ŜClO�

4
are presented in Fig. S4a

(open symbols - model (II)). They are deduced from their
respective values in water at 298 K (obtained in the dilute
limit in Ref.[11,15]) and the enthalpy of transfer �tH

�,
from water to water-DMSO mixtures, of H+ and ClO–

4

ions, tabulated in Refs. [13,14]. Fig. S4a shows also, as
dashed lines, the interpolations used here (in particular
for H+ for which we did not find any value of �tH

�
ion(xW)

for 0 < xW < 0.7).

S5.2.3 ŜNP in water-DMSO mixtures deduced from the
two models of ŜH+ and ŜClO�

4

The xW-dependence of the NP’s Eastman entropy of
transfer ŜNP is then deduced by the two methods from
the measurements of ST. The results, obtained from Eqs. 7
and 8 of the main paper and values of ŜH+/kT and ŜClO�

4
/kT

from Fig. S4a, are presented in Fig. S4b. ŜNP/kT de-
creases from ⇠ +1 K�1 at xW = 0 down to ⇠ �0.5 K�1 at
xW = 1, with a ”plateau” close to 0 for 0.3 < xW < 0.85.

Fig. S4b shows globally a rather weak influence of the
model used for the evaluation of Ŝ±, on the obtained value

of ŜNP(xW). It is because the main contribution from ions
in the thermoelectric term of ST comes from the di↵erence
Ŝ+ � Ŝ�, which has rather close values in models (I) and
(II) (except for 0.4 < xW < 0.8, where it becomes more
influent).

S6 NP’s dispersions in DMSO - Comparison
between samples of di↵erent ages

Dispersions of magnetic particles in DMSO with ClO–
4

counterions at [H+] = 10�2 mole/L, kept in a closed bot-
tle, remains stable during years. Fig. S5 illustrates this
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Table S2. Characteristics of the three NP’s dispersions in
DMSO (with ClO–

4 counterions at [H+] = 10�2 mole/L) probed
with DLS in Fig. S5; Magnetic characteristics deduced from
magnetization measurements : d0 median diameter, � poly-
dispersity index, 3

p
hd3i volume-averaged diameter; age of the

sample since chemical preparation, expressed in years

Sample d0 � 3
p

hd3i age
name (nm) (nm) (years)

A 8.0 0.45 10.8 15
B 9.0 0.3 9.7 0
C 7.0 0.35 8.4 0

point by comparing field autocorrelation functions G1 ob-
tained as in [16] by Di↵usion Light Scattering (DLS) 2

as a function of the autocorrelation time t, for the three
samples of Table S2. Two samples (samples B and C) are
freshly prepared ones, while sample A is 15 years old.

Fig. S5-top compares the DLS autocorrelation func-
tions G1(t) for sample A at di↵erent concentrations. When
the concentration increases the relaxation time at half-
maximum ⌧1/2 which scales as D�1

m / � becomes shorter,
expressing that the NPs are in repulsive interaction (A2 >
0 and � decreasing when � increases) and not agglomer-
ated, after 15 years.

Fig. S5-bottom compares the DLS autocorrelation func-
tions G1(t) of the three samples A, B and C, based on
di↵erent NPs, at very dilute volume fractions (at which
� = 1). The three DLS relaxations are close to each other
with no sign of aggregation, which would lead to a tail
at long autocorrelation times. The hierarchy of the three
relaxation times at half-maximum ⌧1/2 is comparable to
the hierarchy of the NP’s volume-averaged diameters of
the di↵erent samples (see Table S2).
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Thermodiffusion in molecular solvents

6.3 | Conclusion

The article shows that the nature of the solvent, under otherwise similar conditions, influences

the thermophoretic response. While the nanoparticles in pure DMSO move towards the cold

side, the thermophoretic behaviour of the nanoparticles becomes thermophilic with increasing

water content, the two extremes being shown in Figure 6.1 for several nanoparticle volume

fractions φNP . The Soret coefficient changes sign at a mole fraction of water of roughly 25%.

This influence of the solvent on the thermophoretic response is hence analysed in several ionic

liquids in order to analyse if a change is also observed.

Figure 6.1 – Scheme for electrostatically stabilised nanoparticle dispersions with ClO−
4 coun-

terions behaving thermophilic in water and thermophobic in DMSO. Taken from [5]
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Chapter 7

Thermodiffusion in an ionic liquid and

effect of magnetic fields
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7.1 | Introduction

After the previous chapter showed a proof of concept of the functioning of the FRS setup at

room temperature, this chapter uses the developments of the thermodiffusion measurement setup

during this project (hermetically sealed FRS cells, temperature control, varying applied magnetic

fields) to analyse the thermodiffusive properties of ionic liquid-based nanoparticle dispersions. It

is shown here for one of the most promising sample, a positive maghemite nanoparticles with

SBMIM± TFSI− counterions in EMIM TFSI (studied in chapter 4 regarding its colloidal and

thermal stabilities). The thermodiffusion is analysed in a broad range of temperatures (20 to

200◦C)) and at an elevated nanoparticle concentration φNP = 5.95 vol% in order to analyse the

effect of varying magnetic fields (up to 100 kA/m), applied perpendicular and parallel to the

temperature gradient.

The contribution of this PhD work to the article was the synthesis and characterisation of the

sample by SAXS, SANS and DLS measurements, contribution to the theoretical developments,

and the preparation of the manuscript. It will be soon submitted to RSC Soft Matter.
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Thermodifussion in an ionic liquid and effect of magnetic field

7.2 | Article: “Thermodiffusion anisotropy under mag-

netic field in ionic liquid-based ferrofluids”
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Journal Name

Thermodiffusion anisotropy under magnetic field in
ionic liquid-based ferrofluids

T. Fiuza,a,b M. Sarkar,a J.C. Riedl,a A. Cēbers,c F. Cousin,d G. Demouchy,a,e

J. Depeyrot,b E. Dubois,a F. Gélébart,a G. Mériguet,a R. Perzynski,a,∗ and V. Peyre a

Ferrofluids based on maghemite nanoparticles, typically 10 nm in diameter, are dispersed in an
ionic liquid (1-ethyl 3-methylimidazolium bistriflimide - EMIM-TFSI). The average interparticle in-
teraction is found repulsive by small angle scattering of X-rays and of neutrons, with a second
virial coefficient A2 = 7.3. A moderately concentrated sample at Φ = 5.95 vol% is probed by forced
Rayleigh scattering under an applied magnetic field (up to H = 100 kA m−1) from room tempera-
ture up to T = 460 K. The in-field anisotropy of the mass diffusion coefficient Dm and that of the
(always positive) Soret coefficient ST are well described by the presented model in the whole range
of H and T . The main origin of the anisotropy is the spatial inhomogeneities of concentration in the
ferrofluid along the direction of applied field. Since this effect is related to the magnetic dipolar in-
terparicle interaction, the anisotropy of thermodiffusion progressively vanishes when temperature
increases and thermal motion rises.

1 Introduction
Ferrofluids1–4 based on Ionic Liquids (FF-ILs) are new colloidal
materials, developed for improving thermoelectric low-grade en-
ergy harvesting5–9. In classical ionic ferrofluids based on polar
solvents, it has been recently shown that the application of a mag-
netic field is able to improve the thermoelectric properties of the
material10. The use here of an Ionic Liquid (IL) as solvent brings
new properties, among which the access to a wider range of tem-
peratures T 11 . In ionic liquids, which are molten salts at low T ’s
only composed of anions and cations, the colloidal dispersions of
nanoparticles (NPs) has been shown to be possible despite the to-
tally different internal structure of ILs from that of molecular sol-
vents. NPs either coated by polymers,12–17 or coated with shorter
surfactant chains, or even bare charged NPs17–23 have been dis-
persed in ILs. Among the extreme variety of room tempera-
ture ionic liquids24–26, 1-Ethyl-3-methylimidazolium bistriflimide
(EMIM-TFSI), which is a widely used IL in applications27–29, can
be considered as an important model system, since it is not too
viscous at room temperature and is stable in a large range of
T 11,26,30,31. Hydroxyl-coated maghemite NPs, synthesized in wa-

a Sorbonne Université, CNRS, Lab. PHENIX, 4 Place Jussieu, F-75005 Paris, France.
b Grupo de Fluidos Complexos, Inst. de Fisíca, Univ. de Brasília, Brasília (DF), Brazil.
c MMML Lab, Faculty of Physics and Mathematics, University of Latvia, Zellu-8, LV-
1002 Riga, Latvia.
d Lab. Léon Brillouin - UMR 12 CNRS-CEA CEA-Saclay, 91191 Gif-sur-Yvette, France.
e Dpt de physique, Univ. de Cergy Pontoise, 33 Bd du Port, 95011 Cergy-Pontoise,
France.
* corresponding author, regine.perzynskit@sorbonne-universite.fr

ter (diameter ∼ 10 nm) are modified in order to adapt the NP/
solvent interface, i.e. the charge and the nature of the counteri-
ons, both shown to be crucial17,20,21. After a liquid-liquid trans-
fer from water to the IL, stable dispersions are obtained, that can
be concentrated up to ∼ 12 vol% in EMIM-TFSI17,32, these dis-
persions remaining stable (from both a chemical and a colloidal
point of view) at least up to 473 K32.

Our aim is here to probe the under-field anisotropy of the NP’s
thermodiffusive properties at various temperatures, in terms of
Soret coefficient ST and diffusion coefficient Dm

33. A Forced
Rayleigh scattering experiment34–41 is undertaken, in the pres-
ence of an applied magnetic field and in a wide range of temper-
atures T (from room temperature up to ∼ 460 K), using a moder-
ately concentrated dispersion (Φ = 5.95 vol%) in order to render
easier the under-field anisotropy measurement. As in33 for aque-
ous ferrofluids at room temperature, the results are here analysed
according to the model developed in42. To perform these ad-
justments, it is of paramount importance to probe independently
the interparticle interaction in the colloidal dispersion. Small An-
gle Neutron Scattering (SANS) and Small Angle X-ray Scattering
(SAXS) experiments are thus also undertaken to determine the
osmotic compressibility χ of the NP’s system and the correspond-
ing second virial coefficient in the colloidal dispersion23,43.

In the next section we present the colloidal system, briefly re-
calling how it is prepared and the proposed origin of its stability,
together with the probing by SAXS and SANS measurements of
the interparticle repulsion. The third section is devoted to the
forced Rayleigh scattering experiments and the obtained results.
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The fourth section recalls the theoretical model used here to in-
terpret the measurements. The last section presents a global dis-
cussion of the whole study.

2 Magnetic Fluid samples

2.1 Synthesis

The magnetic nanoparticles used here are chemically synthe-
sized using a well-known aqueous coprecipitation method44,45.
From the analysis of magnetic measurements (Vibrating Sam-
ple Magnetometer), their size distribution can be described by
a log-normal distribution of median diameter 8.9 nm and a
polydispersity index 0.23, leading to a volume-averaged diam-
eter2 dNP = 9.6 nm. The details of the preparation of their
dispersions in EMIM-TFSI are given extensively in17. Here is
a short summary of the process. Firstly, the interface of the
NPs is modified in water: a structural charge Z ∼ + 400 ±
100 is introduced. The species compensating their charge are
deprotonated 1-(4-sulfobutyl)-3methylimidazolium bistriflimide
(SMIM±-TFSI−), which has been shown to be close to the inter-
face17. Secondly, the ionic liquid is added and the water removed
by freeze-drying, leading to NPs in pure EMIM-TFSI. All the pro-
cess is performed with a volume fraction of NPs around 1%.

EMIM-TFSI is a room-temperature ionic liquid, here supplied
by Solvionic, with a viscosity ranging from 4×10−2 Pa s at 294 K
down to 3× 10−3 Pa s at 460 K (following26). It presents a low
vapor pressure, a low flammability, a high ionic conductivity and a
wide electro-chemical window 11,26,31. It is also chemically stable
up to high temperature (long-term ∼ 500 K and up to ∼ 700 K for
shorter times11), making it a good candidate for thermoelectrical
applications46. The colloidal dispersions of the used maghemite
NPs have been reported as being stable at room temperature in17

with a repulsive interparticle interaction.

A series of samples at various volume fractions Φ have been
produced by ultracentrifugation of the initial dispersion at Φ ∼
1%, following the method described in32.

2.2 Colloidal stability - Interparticle interaction

Small Angle X-ray Scattering (SAXS) experiments were carried
out with the XEUSS 2.0 (Xenocs) of LLB-Saclay at room tem-
perature on dispersions at several volume fractions Φ’s between
0.2 % and 12 %. Complementary Small Angle Neutron Scatter-
ing (SANS) experiments were performed at PAXY spectrometer
in Orphée - LLB - Saclay at various T ’s ranging between 293 K
and 473 K. All these experiments were performed without applied
magnetic field. The scattered intensity I(q), analyzed as in47,48,
shows that the interparticle interaction is repulsive indeed. The
determination of the intensity at low scattering vector (q→ 0)
leads to the osmotic compressibility χ of the NP’s system, which
is related to the osmotic pressure Π of the NP’s system by the
following relation:

χ =
kT( ∂ΠvNP

∂Φ

)
T

, (1)

where vNP is the NP’s volume. The experimental results at room
temperature and zero magnetic field are shown in Fig. 1. More-
over it has been observed that χ does not present any signifi-
cant temperature dependence in the experimental T -range. As
shown by Fig. 1, the Φ-dependence of χ can be described by
the Carnahan-Starling formalism43,49 with effective hard spheres
of volume fraction Φeff = 1.82 Φ and a second virial coefficient
A2 = 7.3.

The colloidal stability of the samples under-field up to H =

716 kA m−1 (= 9000 Oe) has been checked optically, looking at
the scattering pattern of a non-absorbing laser beam, as described
in17,50.

Fig. 1 Main figure: Osmotic compressibility χ of the NPs in the colloidal
dispersions as a function of their volume fraction Φ - Open symbols: Ex-
perimental determinations at room temperature by SAXS (open circles)
and SANS (open squares) - Full line: Carnahan-Starling adjustment with
effective hard spheres 43,49 of volume fraction Φeff =1.82 Φ leading to
A2 = 7.3 ; Inset : Sketch of the ionic layering around the NPs responsi-
ble for the colloidal stability of the dispersion. The NP’s surface, which
is positive due to the hydroxyls groups, is compensated by a first layer
of condensed SMIM±-TFSI− counterions, layer which initiates the long
range IL-layering.

The colloidal stability of these samples, both in zero field and
under-field, proves that a strong interparticle repulsion exists,
which dominates the two kinds of interparticle attractions that
are present here, van der Waals attraction (which is isotropic and
is present in any colloid) and magnetic dipolar interaction (which
is anisotropic and attractive on average, which is present in mag-
netic colloids such as those studied in the present work).

It has been proven both experimentally51–53 and by numer-
ical simulations54–58 that along a flat and charged interface,
Ionic Liquids can organize themselves as layers of ions, of al-
ternating sign. Along a curved interface such as that of the
present charged NPs22,59, long-range charge-density oscillations
can be also formed, for given geometrical and charged condi-
tions of the IL anions and cations17,57,60. If the number of or-
ganized layers is large enough, they are able to overcome at-
tractive component of the interparticle interaction (usually van
der Waals attraction) and stable colloidal dispersions can be ob-
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tained17,20,22,60. The colloidal stability of the present NPs in
EMIM-TFSI is thus proposed to come here from the "effective"
interparticle repulsion, due to the regular layering of ions, of al-
ternate sign, around the NPs (see the sketch in the inset of Fig. 1),
which dominates both van der Waals and magnetic dipolar inter-
particle attractions. Here the resultant screening κ−1 of the repul-
sive (on average) interparticle interaction can be extracted from
the Carnahan-Starling adjustment of χ(Φ), writing23 Φeff/Φ as
[(dNP + 2κ−1)/dNP]

3. It leads to κ−1 ∼ 1.1 nm. The structure of
the liquid being modified on few κ−1, typically up to 5 κ−1, it
corresponds to 6-7 layers of anions and cations from the IL28.

3 Forced Rayleigh scattering experiment

Fig. 2 Forced Rayleigh scattering device: (a) Experimental set-up, seen
from above; The Hg-lamp illuminates a grid, the image of which is made,
periodically at a few Hz, in the thermalized sample, eventually submitted
to an horizontal magnetic field ~H; Both a thermal and a concentration
arrays are induced in the sample (for more details see text); Their tem-
poral evolution is observed by the diffraction of a He-Ne laser beam; (b)
Direct observation of the image of the grid in the sample; (c) Diffracted
pattern of the He-Ne laser beam by the temperature and concentration
arrays; (d) Recorded intensity of the first order diffraction at Φ = 5.95% as
a function of time; When the heating beam is cut, the recorded intensity
relaxes towards zero.

3.1 Experimental device
The setup we use for these forced Rayleigh scattering∗ (FRS) mea-
surements (see Fig. 2) has been initially presented in ref.38. A
high power lamp (Oriel 6285 - 500 W - Hg Arc Lamp) illuminates
a grid, the image of which is made in the liquid sample, put in
a thin and thermalized optical cell (of thickness e = 25 µm). Be-
cause of the strong optical absorption of the maghemite NPs a
thermal grating of time-dependent amplitude ∆T (t) and of spa-
tial period Λ ranging between 88 and 145 µm, is created in the
NP dispersion. A concentration grating of amplitude ∆Φ(t) with
the same spatial period Λ is then induced thanks to the Ludwig-
Soret effect61,62. Both the thermal and the concentration gratings
are here probed with the first order diffraction of a He-Ne laser
beam, which is poorly absorbed by these dispersions. The Soret
coefficient ST links the applied temperature gradient ~∇T and the
induced volume-fraction gradient ~∇Φ, in the following way:

~∇Φ =− ΦST~∇T. (2)

ST is obtained here by means of a modulation at 4 Hz of the Hg
lamp intensity (the thermal response of the system being by or-
ders of magnitude faster than the concentration one) and thanks
to the knowledge of ∂n/∂T and ∂n/∂Φ †(for details see41 and its
E.S.I..). If ∆ΦSt is the spatial modulation of volume fraction in
stationary conditions, we obtain:

ST =− ∆ΦSt

Φ〈∆T 〉 , (3)

∆ΦSt being negative with the convention of41 and 〈∆T 〉 being the
time-averaged spatial modulation of temperature. As an example,
at Φ = 5.95 %, we obtain here |∆ΦSt|/Φ≤ 10−2 and 〈∆T 〉 ≤ 0.1 K
whatever the amplitude and the direction of the applied field ~H
and whatever T in the experimental range.

Switching off the Hg lamp makes the concentration grating re-
lax as well as the modulation of the optical index related to ∆Φ(t)
and thus also the intensity of the diffracted beam (see Fig. 2(d)),
allowing a determination of the mass diffusion coefficient Dm of
the NPs.

∆Φ(t) = ∆ΦSte−q2Dmt (4)

with q = 2π/Λ.
The sample environment is thermo-regulated (here tempera-

ture T may vary from room temperature up to 460 K). It is also
possible to apply an horizontal magnetic field ~H, homogeneous at
the scale of the sample, thanks to movable magnetic polar pieces
(here H may vary from 0 up to 100 kA m−1), making possible to

∗ Forced Rayleigh scattering implies forced inhomogeneities with respect to the spon-
taneous fluctuations observed in a classical Rayleigh scattering experiment 34.

† The derivative ∂n/∂T is taken equal 60 −2.82× 10−4 K−1 and independent of T in
our range of T from the optical index measurement of 63 (even if only measured up
to 353 K) and ∂n/∂Φ = 0.97 as calculated from 64.
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determine both ST(H,T ) and Dm(H,T ) in a large range of temper-
ature and magnetic field. The under-field anisotropy of ST(H,T )
and Dm(H,T ) is probed by orienting the temperature gradient
(and thus also the concentration gradient) either horizontally or
vertically, optical cell and grating being both in the vertical plane.
All problems of gravity such as convection and instabilities do not
occur here because of the small values of ∆Φ and of the sample
thickness. In-field measurements are performed at ratios sample
thickness e over spatial period Λ, such that 0.17< e/Λ< 0.28, thus
in the 2D-array conditions. The experiments are also performed
at magnetic fields ~H below the threshold of 2D magnetoconvec-
tion66,67.

It is checked that the measured ST is independent of Λ and of
the power of the Hg lamp (the experimental range is limited to
the power linear regime65).

3.2 Experimental results in zero field

Fig. 3 presents the values of Dm (main figure) and ST (inset) ob-
tained experimentally in zero magnetic field at various tempera-
tures T and volume fractions Φ.

Fig. 3 Main figure: Diffusion coefficient Dm at various Φ as a func-
tion of T . The symbols are experimental determinations at 5.95% (open
squares) and Φ = 1% (open circles). The full line corresponds to the ideal
case Dm(Φ→ 0 , T ) given by Eq. 7. The green dashed line corresponds
to the general case of Eq. 5 for Φ = 5.95% and the pink long dashed
for 1%, taking into account the interparticle correlations with χ = 0.86 at
Φ = 5.95% and 0.43 at Φ = 1%, ζ (Φ,T ) being given by Eq. 8 with the hard
sphere volume fraction equal to Φeff = 1.82 Φ. Inset : Soret coefficient ST
at various T ’s as a function of Φ. Dashed lines are guide for the eye.

3.2.1 Diffusion coefficient in zero field

In zero applied magnetic field, the mass diffusion coefficient Dm

is isotropic and equals:

Dm(Φ,T ) =
1
ζ

∂ΠvNP

∂Φ
=

1
ζ (Φ,T )

kT
χ(Φ)

(5)

where the compressibility χ(Φ) is given by Eq. 1 and Fig. 1; χ has
been shown experimentally to be T -independent. Oppositely the
friction term ζ is Φ and T -dependent.

In the absence of interparticle correlations (Φ→ 0), χ = 1 and
the friction ζ (T ) writes as:

ζ (Φ→ 0 , T ) = ζ0(T ) = 3πη0(T ) dH (6)

where η0(T ) is the solvent viscosity and dH the NP’s hydrody-
namic diameter. The mass diffusion coefficient Dm(Φ→ 0 , T )
can then be written as :

Dm(Φ→ 0 , T ) =
kT

ζ0(T )
=

kT
3πη0(T )dH

(7)

In the presence of interparticle correlations χ 6= 1 and ζ (T ) 6=
ζ0(T ), these correlations modify Dm. An expression for the fric-
tion experienced by hard spheres in hydrodynamic interaction at
a volume fraction Φ has been proposed in68 for Φ� 1:

ζ (Φ,T ) = ζ0(T )(1+ kFΦ) with kF = 6.55 (8)

The evolution of Dm(Φ,T ) as a function of T is plotted in main
Fig. 3. The full line is the computation of Dm(Φ→ 0 , T ) as a
function of T taking η0(T ) as given by26 and dH = 13.6 nm. As
shown by this figure and Eq. 7, the strong temperature depen-
dence of Dm(Φ→ 0 , T ) can be ascribed to the large decrease of
the solvent viscosity η0(T ) as T increases.

However, note that here, the NPs present strong interparticle
repulsion (as shown by Fig. 1, χ = 0.43 at Φ = 5.95%). These in-
terparticle correlations cannot be forgotten in the expression of
Dm(Φ,T ). Fig. 3 thus also presents Dm(Φ,T ) as obtained from
the general expression of Eq. 5 for Φ = 5.95% (dashed line) and
Φ = 1% (long dashed line), using SAXS and SANS experimental
χ values and Eq. 8 with Φeff(= 1.82 Φ) as hard sphere volume
fraction. It matches correctly the experimental results at Φ = 1%,
which are close to the ideal case Dm(Φ→ 0 , T ) due to a com-
pensation between χ(Φ = 1%) and ζ (T,Φ = 1%)/ζ0(T ) – except
at T ≥ 420 K, but it should be necessary to check that the viscosity
values deduced from the calculations of Paduszynski and Doman-
ska 26 are completely reliable in this range of T . On the contrary, a
systematic discrepancy (by a factor ranging from 1.4 at room tem-
perature down to 1.2 at 420 K) is found at Φ = 5.95%, meaning
that the friction ζ is 40% to 20% larger than what is given by the
development of Eq. 8 at this volume fraction in this temperature-
range.

3.2.2 Soret coefficient in zero field

Inset of Fig. 3 shows the evolution of the Soret coefficient ST as
a function of the volume fraction Φ at three different tempera-
tures. Let us note first that whatever Φ and T , the measured ST is
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here always positive, contrary to what is sometimes observed for
ferrofluids in water33,37 and similarly to what is observed with
ferrofluids in another very different ionic liquid (ethylammonium
nitrate, EAN)23. EAN is indeed hydrophilic and totally miscible
with water, whereas EMIM-TFSI is hydrophobic‡.

Moreover the Soret coefficient ST is a decreasing function of Φ,
which is expected as it has been shown in43 that

|ST| ∝ χ, (9)

which is here a decreasing function of Φ – see Fig. 1. ST also
decreases as a function of T , as observed in EAN23. For a deeper
analysis of the behaviour of ST(Φ,T ) (as in23 for example), a
larger number of samples at various volume fractions Φ should
be investigated. It will be done in a forthcoming paper, we focus
hereafter on the under-field behavior of only one sample (Φ =

5.95%) in the whole accessible T -range of the experiment.

3.3 Under-field experimental results
An anisotropy of both the diffusion coefficient Dm (see Fig. 4)
and of the Soret coefficient ST (see Fig. 5) is observed whatever
T ranging between 295 K and 460 K, if an external magnetic field
~H is applied to the sample during the FRS measurement (0 ≤
H ≤ 100 kA m−1). Dm and ST both depend on the amplitude of
the applied field and on its direction, as it has been previously
observed for Dm and/or ST in non-ionic magnetic fluids69–71 and
in aqueous ferrofluids33,35,72,73 at room temperature.

We recall that we limit ourselves here to gradients of tempera-
ture (~∇T ) and of concentration (~∇Φ) either horizontal (and thus
parallel (||) to the applied field – this direction is here denoted
~H||) or vertical (and thus perpendicular (⊥) to the field – this di-
rection is here denoted ~H⊥) .

Fig. 4 and 5 show typical in-field anisotropies of Dm and of
ST observed at Φ = 5.95 % and 0 ≤ H ≤ 100 kA m−1, for both
~H|| and ~H⊥. As previously shown in main Fig. 3, the zero field
value of Dm increases with T . Under-field Dm is anisotropic with
Dm(H⊥)<Dm(H=0)<Dm(H||) and this anisotropy decreases with
T . In an opposite manner (as also previously shown in inset of
Fig. 3), the zero field value of ST decreases with T with an under-
field anisotropy of ST, with ST(H||) < ST(H=0) < ST(H⊥). Let us
note that, in the experimental range, whatever the amplitude of
~H and whatever its direction with respect to ~∇Φ and ~∇T , ST(H)

remains always positive, as ST(H = 0).

4 Under-field model and adjustment of the
experimental results

4.1 Under-field model of diffusion coefficient
At room temperature, the in-field anisotropy of Dm in aque-
ous samples, measured in the absence of temperature gradi-
ent, has been extensively described with a mean-field framework
in35,72,73. In this framework, the effective Langevin parameter ξe

in the ferrofluid, based on NPs of magnetization mS with a volume

‡ Note that the NP/ liquid interface is not constituted of the same species and H-bonds
can occur with EAN while only weaker ones can exist with EMIM-TFSI.

vNP and a magnetic moment µNP = mSvNP, is defined as :

ξe = ξ (H,T )+λγL(ξe) with ξ (H,T ) =
µ0µNPH

kT
(10)

ξ (H,T ) is the Langevin parameter, λ the mean-field parameter, γ
the magnetic dipolar interaction parameter

γ(Φ,T ) =
µ0mSµNPΦ

kT
(11)

and L(ξ )= cotan(ξ )−1/ξ the Langevin function. Here we use λ =

0.22 as in35,72,74, value confirmed by the numerical simulations
in water of ref.73 §.

The in-field diffusion coefficient Dm then writes with ~∇T ‖ ~∇Φ,
either perpendicular to the applied field ~H ( ~H⊥) or parallel (~H‖):

D ~H⊥
m =

kT
ζ

(
1
χ
−αλ

)
= D∗m [1−χ αλ ] (12)

and

D
~H‖
m =

kT
ζ

(
1
χ
+βλ −αλ

)
= D∗m [1+χ (βλ −αλ )] (13)

where D∗m(Φ,T ) = Dm(H → 0,Φ,T ), the parameters αλ and βλ
being given by :

αλ =
λγL2(ξe)

1−λγL′(ξe)
(14)

and

βλ =
γL2(ξe)

[1−λγL′(ξe)] [1+(1−λ )γL′(ξe)]
. (15)

αλ is associated with the mean-field-averaged dipolar interaction,
which is here isotropic and attractive. The term βλ is anisotropic
and due to the discontinuity of ~H‖ in Maxwell equations along the
spatial inhomogeneities¶ of concentration3,35,42,72. βλ is max-
imum in the field direction parallel to ~∇Φ and null perpendicu-
larly. The higher is the volume fraction Φ, the larger are magnetic
dipolar parameter γ and coefficient βλ , and thus the larger is the
anisotropy of Dm.

The adjustments of D
~H⊥
m and D

~H‖
m at room temperature are both

presented in Fig. 4. They are made, assuming as in refs.35,72,74

that χ and ζ keep under-field their zero field value. Using
χ = 0.43 and mS = 3.2× 105 A m−1, and letting in the fit dNP

and D∗m as free parameters. D∗m is found within the experimen-
tal error bar of Dm(H=0) and we obtain dNP = 13.2 nm, lead-
ing to γ = 2.3 at room temperature. In the monodisperse model
used here for the adjustment, the polydispersity in NP’s diame-
ter is not taken in account and the value of dNP obtained is 30%
larger than the volume average diameter obtained from magneti-
zation measurements. It is anyway reasonable as it corresponds

§ The validity of the simple mean-field model of Eq. 10 with λ = 0.22 has been tested
up to γ ∼ 5. It has been shown (at room temperature) in ref. 75,76 that this model
gives same initial magnetic susceptibility as the second order perturbation model of
Ivanov and Kuznetsova 77 with λ = 1/3 and as the mean-spherical model of Morozov
and Lebedev 78, all the three being in good agreement with experiments.

¶ Such under-field inhomogeneities of concentration are also present at the local scale
as attested by small angle scattering 74,79.
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to a reduced dipolar parameter Ψdd = γ/Φ= 39, quite comparable
to those previously obtained experimentally for aqueous samples
based on maghemite NPs similar in diameter75,76.

Fig. 4 Under-field diffusion coefficient Dm as a function of the applied
field for different temperatures T (from bottom to top: 295, 350, 398 and
461 K); The label perp (resp. para) and open discs (resp. open dia-
monds) mean measurements in H⊥ direction (resp. H‖); Symbols corre-
spond to FRS measurements, dashed lines (resp. full lines) correspond
to adjustment of the data in H⊥ direction with Eq. 12 (resp. in H‖ direction
with Eq. 13). See the text for the detailed values of the parameters used.

At higher temperatures than 295 K, the osmotic compressibility
χ, as determined by SANS measurements at H=0, is observed
to be independent of T 32. The temperature dependence of ζ (T )
enters inside the fitting parameter D∗m(T ), still kept within the
experimental error bar of Dm(H=0) at the given T .

However two other parameters have to be modified in the
model because of their T -dependence and that of the NP’s mag-
netization mS(T ). Namely these two parameters are the Langevin
parameter

ξ (H,T ) ∝
µNP

T
∝

mS(T )
T

(16)

and the dipolar parameter

γ(Φ,T ) ∝
mSµNP

T
∝

m2
S(T )
T

(17)

.
In a first approximation, it is here proposed to approximate the

temperature dependence of mS with the following Bloch law of
bulk maghemite80–83 as finite-size effects and interface effects on
the magnetization are small for the present size of NPs84–87:

mS(T ) = 390
(

1−3.3×10−5T
3
2

)
, (18)

where mS is expressed in kA m−1, T in K. Note that Eq. 18 is only
valid up to 723 K, temperature above which maghemite trans-
forms in hematite80,81.

Fig. 4 presents the adjustment of the in-field anisotropy of Dm

at Φ= 5.95% and various T ’s, with χ kept independent of ~H and T
as said above, dNP =13.2 nm and D∗m being the only T -dependent
fitting parameter. At each T , the shape of the anisotropy of
Dm is well adjusted with the model of Eqs. 12, 13, 14 and 15
with a dipolar interaction parameter γ(T ) derived from Eqs. 11
and 18 given in Table 1. The model quite nicely reproduces the
anisotropy of Dm in the experimental range of T and ~H.

Fig. 5 Under-field Soret coefficient ST as a function of the applied field
for different temperatures T (Fig. 5a at 295 and 350 K, Fig. 5b at 398
and 461 K); The label perp (resp. para) and open discs (resp. open dia-
monds) means measurements in H⊥ direction (resp. H‖); Symbols corre-
spond to FRS measurements, dashed lines (resp. full lines) correspond
to adjustment of the data in H⊥ direction with Eq. 19 (resp. in H‖ direction
with Eq. 20). See the text for the detailed values of the parameters used
in the adjustments.
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Table 1 Evolution of some fit parameters as a function of T (see text).

T (K) γ Dm(H=0) (m2/s) D∗m (m2/s) D∗m−Dm(H=0)
D∗m

ST(H=0) (K−1) S∗T (K−1) S∗T−ST(H=0)
S∗T

295 2.3 8.06 10−13 9.0 10−13 +10 % 0.099 0.089 - 11 %
350 1.7 5.24 10−12 5.7 10−12 + 8 % 0.070 0.064 - 9 %
398 1.3 1.21 10−11 1.3 10−11 + 7 % 0.054 0.05 - 8 %
461 0.92 2.45 10−11 2.5 10−11 + 2 % 0.037 0.036 - 3 %

4.2 Under-field model of Soret coefficient

The in-field anisotropy of the Soret coefficient ST(~H) can be ex-
pressed in the same framework as that of Eqs. 12 and 13 for
Dm(~H) but including derivatives of the NP’s chemical potential
with respect to temperature33,42:

S
~H⊥
T =

1
1−χαλ

[
S∗T +χ

S1

T

]
(19)

and

S
~H‖
T =

1
1+χ(βλ −αλ )

[
S∗T +χ

S1−S2

T

]
, (20)

where S∗T = ST(H→ 0,Φ,T ), the parameters S1 and S2 being given
by :

S1 =
ξeL(ξe)

1−λγL′(ξe)
− ln

sinhξe

ξe
(21)

and

S2 = βλ
ξeL′(ξe)

L(ξe)
. (22)

These equations involve the same parameters as Eqs. 12 and
13, in particular ξe (effective Langevin parameter given by
Eq. 10), λ (mean field parameter, here fixed to 0.22), γ(T ) (dipo-
lar interaction parameter deduced from Eqs. 11 and 18), αλ and
βλ given by Eqs. 14 and 15. We use in Fig. 5 the same values
of all these parameters as in Fig. 4 and only keep free S∗T as a T -
dependent parameter, adjusted within the experimental error bar
of ST(H=0) at the given temperature. A quite reasonable agree-
ment with the experimental variation of in-field anisotropy of the
Soret coefficient ST(~H) is obtained in the whole range of T and
~H.

D∗m(T ) and S∗T(T ), which have been left free because of the sub-
stantial experimental error bars on the direct experimental deter-
minations of Dm and ST in zero field at T , presents however a
systematic small shift with respect to these values (see Table 1).
This shift, which remains within the experimental error bar, is
positive for D∗m and negative for S∗T.

5 Discussion
Let us go deeper in the analysis of each of the terms entering in
the adjustments, to try to separate their respective influences.

In the under-field analysis the two main contributions to Dm(~H)

and ST(~H) come from the two parameters αλ and βλ , which equal
zero at zero magnetic field. The term αλ is related to the under-
field dipolar interaction, modeled in the framework of a mean
field approximation. It decreases as T increases. In this frame-
work, it is isotropic and thus exists in both directions ~H⊥ and
~H‖. In the model, the under-field anisotropic contribution to

Fig. 6 Field-dependence of parameters −αλ (b) and βλ (a) at T=295 K
and 461K. Experimental values (see text for details) are obtained from
Eqs.. 23 and 24 (open diamonds at T=295 K; open discs at T=461 K).
Theoretical adjustments (full lines) are deduced from Eqs. 14 and 15,
using the same parameters values as in Fig. 4.

Dm(H) comes from the under-field inhomogeneities of concentra-
tion, modeled by βλ . This anisotropic term, which is also propor-
tional to the magnetic dipolar parameter γ(T ), becomes weaker
as T increases. Let us first briefly have a deeper look on these
two terms αλ and βλ , and on their influence on the under-field
variations of Dm(~H) and ST(~H). We then will focus on the two
terms S1 and S2.

It is possible to compare the theoretical expressions of αλ and βλ
given by Eqs. 14 and 15 to direct experimental determinations,
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namely‖:

−αλ =
1
χ

D
~H⊥
m −D∗m

D∗m
(23)

as in ~H⊥ direction αλ solely appears in Dm and

βλ =
1
χ

D
~Hł
m −D

~H⊥
m

D∗m
. (24)

as the anisotropy of Dm is solely influenced by βλ .
Fig. 6 presents at T= 295 K and 461 K the experimental values

of −αλ and βλ deduced from Eqs. 23 and 24 using χ = 0.43 and
D∗m values obtained in Fig. 4 adjustments (see Table 1). Fig. 6
also compares these experimental determinations to the theoret-
ical expressions of −αλ and βλ deduced from Eqs. 14 and 15,
using the same parameters values as in Fig. 4. As expected, there
is a very good agreement between the theoretical and the exper-
imental expressions of −αλ and βλ as a function of H and T ,
within the error bar of the experiment.

For its part, the anisotropy of the Soret coefficient ST is also
mainly related to the terms αλ and βλ , which bring large con-
tributions, larger than S1 and S1− S2 . In order to probe more
precisely the influence of the terms S1 and S1−S2, we can remark
that when looking at the product STDm both αλ and βλ contribu-
tions vanish. We obtain∗∗:

S
~H⊥
T D

~H⊥
m

D∗m
= S∗T +χ

S1

T
(25)

and
S
~H‖
T D

~H‖
m

D∗m
= S∗T +χ

S1−S2

T
. (26)

Fig. 7 presents, at the various T ’s, the experimental values of

S
~H⊥
T D

~H⊥
m /D∗m (open discs) and S

~H‖
T D

~H‖
m /D∗m (open diamonds), using

D∗m values obtained in Fig. 4 adjustments (see Table 1). Fig. 7 also
presents the expressions S∗T + χS1/T (full lines) and S∗T + χ(S1-
S2)/T (dotted lines), using S∗T values obtained in Fig. 5 adjust-
ments (see Table 1), χ = 0.43 and theoretical expressions of S1

and S2, given by Eqs. 27 and 28.
The first conclusions from this representation are that here:

χ
S1(H,T )

T
� S∗T(T ) (27)

χ
[S1(H,T )−S2(H,T )]

T
� S∗T(T ), (28)

which means that almost no under-field anisotropy is predicted in
Eqs. 25 and 26 from a theoretical point of view, as well as a very
weak field dependence of STDm/D∗m, weaker than the experimen-
tal error bar.

From an experimental point of view, similar conclusions are
obtained. If a subsidiary field anisotropy of STDm/D∗m is observed

‖We use here the adjusted value of D∗m and not the corresponding experimental value
Dm(H=0) to reduce the error bar in Fig. 6

∗∗We use here the adjusted values of S∗T and D∗m, and not the corresponding experi-
mental values ST(H=0) and Dm(H=0) to reduce the error bar in Fig. 7

Fig. 7 Under-field anisotropy of STDm/D∗m at various T ’s; Experimental
determinations (open discs symbols correspond to measurements in H⊥
direction and open diamonds to measurements in H‖ direction) are com-
pared with theoretical expressions of Eqs. 25 (full line) and 26 (dotted
line) - for details see text.

(mainly at 295 K and 350 K), it however always remains smaller
than the error bar. So within the error bar, which is here much
larger than χS1/T and χ(S1-S2)/T variations, experimental values
of STDm/D∗m can thus be adjusted by Eqs. 25 and 26. Then the
main contribution to the under-field anisotropy of ST is coming,
as for Dm, from the term βλ , which is associated to the under-field
inhomogeneities of concentration.

Note that the small shift at H=0 between experimental and
adjusted values of Dm and ST, almost completely compensate in
DmST representation of Fig. 7. It is also true for βλ in Fig. 6a. On
the contrary the term αλ in Fig. 6b, present small distorsions at
very low fields. This isotropic term αλ , associated to the under-
field modeling of the mean-field averaged magnetic dipolar inter-
action, is in fact responsible for the small, but systematic, positive
shift obtained between D∗m and the direct experimental value of
Dm in zero field at the same temperature. It is as well respon-
sible for the negative shift obtained between S∗T and the direct
experimental value of ST in zero field at the same temperature.

We propose the following explanation; In Eq. 12, contributions
of magnetic dipolar interparticle interaction appear in two places,
i) inside the compressibility χ measured in zero field by SAXS and
SANS, through a contribution χdip (here supposed additive) and
also ii) in the mean-field expression αλ , which equals zero in zero
field. The approximation of Eq. 12 is in fact very rough in very
low fields as the zero-field contribution χdip should vanish in the
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presence of field. Eq. 12 is thus strictly valid only in the limit of
χdip� χ (condition which is here verified see ahead).

At the first order, in zero field, D∗m can be seen as the extrap-
olation of Dm(~H) at H = 0 in the absence of zero-field magnetic
dipolar interaction, D∗m ∼ kT/[ζ (χ − χdip)] while experimentally
we measure Dm(H=0) = kT/ζ χ. The conclusion is equivalent for
S∗T; following Eq. 9, S∗T ∝ (χ−χdip) and ST(H = 0) ∝ χ.

We can then roughly evaluate here at T = 295 K the contri-
bution χdip in zero field of the magnetic dipolar interaction to
the total compressibility χ of the NPs’ system to ∼ 10% of χ, as
(D∗m−Dm(H=0))/D∗m ∼ (ST(H=0)−S∗T)/S∗T)∼ 10%: χdip ∼+0.04,
which is of the order of magnitude of the error bar on χ measure-
ments at 295 K. This contribution would be smaller than the error
bar at higher T s.

6 Conclusions
Due to an efficient long-range ionic layering of the EMIM-TFSI
anions and cations around the maghemite NPs, the present syn-
thesized ferrofluids are stable colloids in a large domain of tem-
peratures T and applied magnetic fields ~H, at least up to 460 K
and 100 kA m−1. This stability will be very useful for their future
thermoelectric applications. In zero applied field, the average
interparticle repulsion is associated to a large second virial coef-
ficient A2 = 7.3, found experimentally independent of T . In FRS
measurements performed with a fluid sample of thickness 25 µm
in gradients of temperature ~∇T such as ∆T � T over ∼ 100 µm,
the NPs always presents a positive Soret coefficient ST. The NPs
are thus always migrating to the cold, whatever the mean tem-
perature T . Increasing T lowers ST, and it also increases Dm, as
the EMIM-TFSI viscosity decreases.

Under-field ST and Dm coefficients are anisotropic. ST is larger
when ~∇T and ~∇Φ are perpendicular to ~H, while Dm reduces in
this configuration, which is promising for thermoelectric appli-
cations10. The main cause of thermodiffusion anisotropy is at-
tributed to under-field spatial inhomogeneities of NP’s concen-
tration, associated here to βλ coefficient in the model. When
T increases, the NP’s magnetization mS as well as the magnetic
dipolar interaction parameter and βλ coefficient decrease, the
under-field anisotropy of both ST and Dm coefficients then drasti-
cally reduces, as it is observed in the experiment. The under-field
anisotropy of ST and Dm is well described, at the first order, by
the model from33,42 applied here in the whole range of T and ~H,
using the same values of the different parameters for the adjust-
ment of both ST and Dm at same ~H and T .
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Thermodifussion in an ionic liquid and effect of magnetic field

7.3 | Conclusion

The analysed ionic liquid-based nanoparticle dispersions with SBMIM± TFSI− counterions in

EMIM TFSI is thermophobic for all analysed magnetic fields (up to 100 kA/m) and temperatures

(up to 200◦C). The Soret coefficient ST can be enhanced by applying a magnetic field perpendicular

to the temperature and nanoparticle concentration gradients (∆T and ∆φNP ) making them

suitable for thermoelectric applications.
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Key parameters to obtain colloidally stable dispersions in a broad range of ionic liquids,

temperatures (up to 200◦C), magnetic fields (up to ≈700 kA/m), and nanoparticle concentrations

(up to ≈12.5 vol%) were identified.

This was achieved studying various parameters for the dispersion of nanomagnets in more than

20 ionic liquids that include control of the nanoparticle surface charge, the nature of their charged

surface groups and molecules producing this superficial charge, the nature of the counterions

compensating this charge, and the route of transfer from water (the synthesis medium for the

nanoparticles) to the ionic liquid.

Since the target thermoelectric applications require charged nanoparticles, the focus of this work

is on such systems and the possibility of solely steric repulsion is not explored.

When nanoparticle surfaces are charged, they can be dispersed in ionic liquids thanks to an ion

multilayer structure formed by alternating cation-rich and anion-rich layers leading to repulsion

exceeding attractive contributions to the interparticle interaction. These layers can be composed

of the ionic liquid ions and/or other ions coming from the nanoparticle surface modification.

The repulsion efficiency depends on the nanoparticle surface charge density and the nature and

size of the ions that locate at the interface as follows:

First, an affinity of the ion for the analysed surface is required for it to localise at the interface.

If they do, the induced ion layering is controlled by the ratio κion=| σ/Θmax
ion | with σ being the

solid’s surface charge density and Θmax
ion being the maximum charge density of a densely packed

counterion monolayer. A multilayered structure of ions with alternating charges is formed close

to the solid surface if the ratio κion =| σ/Θmax
ion | is close to 0.5. Experimentally, the nanoparticle

surface charge density and thus κion can only be changed within given limits, but introducing

additional ions to the ionic liquid can also alter the ratio κion by changing Θmax
ion , if they localise

at the solid liquid interface. This localisation at the interface of some counterions is evidenced by

the results for colloidal stability, decoupling the increase of the surface charge and the addition

of zwitterions. In addition, chemical titrations and the study of the nanostructure with small

angle scattering also show the localisation of some of the counterions at the nanoparticle-ionic
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liquid interface. Attention needs to be paid to other species that can locate at the interface

like residual water molecules which can alter the nanostructure. All these modifications can

change the balance of interparticle interaction from attractive to repulsive, switching from a

structure of (small) aggregates to individually dispersed nanoparticles and need to be controlled

tediously. Interestingly, in the case of small attraction leading to small aggregates, systems can

be colloidally and thermally stable in the long term. Indeed, samples prepared longer than a

year ago are still colloidally stable.

The effect of steric contribution on the interparticle interactions was also analysed with charged

polymer coatings and ions with different chain lengths. Although stable dispersions can be

obtained with a steric repulsive contribution, the repulsion induced by polyelectrolytes is weaker

than the one induced by a multilayer ion organisation on bare charged nanoparticle surfaces. In

addition, longer alkyl chains have poorer temperature stability and are hence not the desired

choice for high temperature applications.

Improvements in the methodology for of analysing the nanoparticle dispersions were developed.

First, small angle scattering (SAS) coupled with dynamic light scattering (DLS) was necessary to

simultaneously analyse colloidal and thermal stabilities of the nanoparticle dispersions. However,

SAS measurement setups are not available at the PHENIX laboratory and before this PhD

work, DLS measurements were only possible up to 70◦C. Thermal and colloidal stability, and

nanoparticle interactions were obtained prior and used as pre-requisite to perform and analyse

thermodiffusion measurements. However, during the PhD project this process was inverted.

Thermodiffusion measurements are used first in order to predict stabilities necessary for SANS

and SAXS measurements. Hence, smaller volumes of new samples are necessary to obtain first

information about their properties.

Concluding, the findings during this PhD study suggest that conditions allowing long-term

colloidally and thermally stable nanoparticle dispersions can be obtained in the vast majority of

ionic liquids despite their diversity. This is reached by the right choice out of the nanoparticle

surface modifications proposed here for more than 20 ionic liquids. The upper temperature

stability is limited by the chemical stability of pure ionic liquids and the introduced ions and

polymers, not by a disruption of the colloidal stabilisation. Compact ions with low Lewis acidity

are reported to have higher temperature stabilities and should be therefore preferred if colloidal

stability shows no difference.

This new understanding yields materials with properties of both the magnetic nanoparticles and

the pure ionic liquids which is extremely useful for a number of applications. The work feeds into
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the increasingly active area of ionic liquid-based materials and provides a set of methods that

can be readily applied to a variety of colloidal ionic liquid systems, allowing it to be adopted by

a sizeable community and have a widespread and lasting impact.

Hence, these long term stable ferrofluids are suitable for employment for thermoelectric applica-

tions which is explored together with the MAGENTA project partners. The results are promising

and further research will be performed. For instance, it would be interesting to investigate

mixtures between ionic liquids and molecular solvents to better understand the role of uncharged

molecules for colloidal and thermal stability as well as concerning thermoelectric properties and

also to limit the viscosity.

Several collaborations were started aiming at a fine understanding of the thermodiffusive and

thermoelectric behaviour of the ionic liquid-based ferrofluids developed in this work. In particular,

adsorption of nanoparticles in thermoelectric cells is currently analysed in a combined X-Ray

reflectivity, ICP-MS and Quartz Crystal Microbalance (QCM). Though this pioneering work are

not reported in this thesis, their very encouraging results are currently under redaction for soon

publication.
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Appendix

Table 7.1 gives an overview of colloidal stability at the micrometre scale observed with optical
microscopy. Different surface modifications of the nanoparticles and several ionic liquids are
analysed.

XI



Table 7.1 – Overview of colloidal stability at the micrometre scale observed with optical mi-
croscopy. Different surface modifications of the nanoparticles and several ionic liquids are
analysed.



DISPERSIONS OF NANOMAGNETS IN
IONIC LIQUIDS FOR THERMOELECTRIC

APPLICATIONS

Thermoelectricity allows for the conversion of heat to electricity providing one possible meth-
odology for the recycling of low-grade waste heat. Despite improvements, present thermoelectric
solid materials have several limitations. Therefore, investigations in complex liquids (e.g. ionic
liquids or nanofluids) have been proposed in recent years. This work presents the application of
novel ionic–liquid based magnetic complex fluids to this problem. Ionic liquids are a broad class of
liquids, that consist solely of ions, and can be liquid at room temperature; with many properties
ideal for thermoelectric materials. In addition, recent studies on aqueous nanoparticle dispersions
have demonstrated that the addition of magnetic nanoparticles (nanomagnets) can influence
the thermoelectric coefficient and enhance the liquid’s thermoelectric efficiency. It is here thus
proposed to combine the two avenues by using dispersions of nanomagnets in ionic liquids for
thermoelectric applications. In former studies, using EAN as an ionic liquid, it was shown that
colloidal stability was controlled by the solid-liquid interface this finding was here extended
on a broad range of ionic liquids with different sets of cations and anions, defining general
trends and principles for colloidal stability in ionic liquids at room temperature. To obtain ionic
liquid-based colloids, it was necessary to control the surface charge of the nanoparticles, the
nature of charged surface groups and molecules producing this superficial charge, the nature
of the counterions compensating this charge, and the route of transfer. In a second step the
temperature dependent colloidal stability of ionic-liquid based colloids in the temperature range
of future TE devices (here 20-200◦C) was studied for different counterions (analysing a steric
effect) and nanoparticle concentrations. Even if the temperature stability of ionic liquids is
one of their advantages over molecular liquids this has not been in the focus of studies yet.
The measurements showed that some of the samples keep their properties up to 200◦C and
thermodiffusion properties were obtained. Optical microscopy, transmission electron microscopy
(TEM), magnetic measurements, FAAS and ICP-MS were only performed at room temperature
whereas Dynamic Light Scattering (DLS), forced Rayleigh scattering (FRS) and small angle
x-ray/neutron scattering (SAXS/SANS) together with thermogravimetric analysis (TGA) were
performed to analyse the ionic liquid-based nanoparticle dispersions.

Keywords : IONIC LIQUID, COLLOID, FERROFLUID, NANOPARTICLE, IRON OXIDE,
STABILITY, INTERFACE.
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