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Abstract 
 

With the prohibition on the use of certain hazardous substances by the European RoHS 

directive, such as lead in a series of electrical products, the SnPb eutectic, which was the most 

used solder alloy in electronic assemblies, is replaced by SnAgCu (SAC) alloys. Despite the 

early appearance of these materials, their insertion into the industry is hindered by the 

observation of early failures of solder joints under thermomechanical fatigue. These alloys have 

a complex and variable microstructure that significantly influences their behavior. The main 

objective of this work is to improve the prediction of the lifetime of SAC interconnections by 

developing a generic damage criterion, based on the microstructural evolution of the alloy and 

which can be implemented in a fatigue model. This work also involves studying the various 

factors that can affect the aging of SAC solders in thermomechanical fatigue. The initial 

microstructure of the SAC alloy and its evolution due to thermomechanical fatigue were 

examined based on accelerated tests and microstructural investigation by EBSD analyses. 

Recrystallization of β-SN grains and coarsening of Ag3Sn intermetallics appear to be precursors 

to intergranular cracking of the different solders studied (BGA, R1206 and QFN). The QFN 

case reveals another mixed dynamic where we observe a competition between the intergranular 

cracking and the interfacial failure that occurs along the intermetallics layer, without 

microstructural evolution of the SAC alloy. The analysis of microstructural damage indicators 

is approached with the quantitative characterization of recrystallization and Ag3Sn particles 

coarsening. The size of the recrystallized grains varies from 1 to 30 µm independently of the 

solder geometry. This is a characteristic of the SAC alloy. A low degree of recrystallization 

seems sufficient to trigger crack propagation in BGA and R1206 joints (8% and 10% 

respectively). A higher degree of recrystallization is required for crack propagation of QFN 

solder joints (27%). This may be due to the mixed cracking mode observed on this geometry. 

Regarding the coalescence of intermetallics, particles with a diameter greater than 2 µm seem 

to promote recrystallization. It would be interesting to be able to implement these damage 

indicators in the prediction models. The study of the different parameters influencing the 

thermomechanical performance of SAC solders shows that isothermal aging, the location of the 

solder joint and the initial microstructure have an effect on the thermomechanical behavior of 

SAC interconnections. They are essential factors to take into account when developing the 

thermomechanical fatigue model. 

 

 

Keywords: Solder joint, SAC, aging, thermomechanical fatigue, thermal cycling, 

microstructure, reliability.  

 

 

 

 



 

 

Résumé 

Approche microstructurale pour l’évaluation de la fiabilité des assemblages 

électroniques en fatigue thermomécanique 

Avec l'interdiction d'utilisation de certaines substances dangereuses par la directive 

européenne RoHS, comme le plomb dans une série de produits électriques, l'eutectique SnPb, 

qui était l'alliage de brasure le plus utilisé dans les assemblages électroniques, est remplacé par 

des alliages SnAgCu (SAC). Malgré l'apparition précoce de ces matériaux, leur insertion dans 

l'industrie est freinée par l’observation de défaillances précoces des brasures par fatigue 

thermomécanique. Ces alliages présentent une microstructure complexe et variable qui 

influence de façon importante leur comportement. Le principal objectif de ce travail est 

d’améliorer la prédiction de la durée de vie des interconnections SAC en développant un critère 

d’endommagement générique, basé sur l’évolution microstructurale de l’alliage et pouvant être 

implémenté dans un modèle de fatigue. Ce travail consiste aussi à étudier les différents facteurs 

pouvant affecter le vieillissement des brasures SAC en fatigue thermomécanique. La 

microstructure initiale de l’alliage SAC et son évolution due à la fatigue thermomécanique ont 

été examinées en se basant sur des essais accélérés et sur l'investigation microstructurale par 

analyses EBSD. La recristallisation des grains β-SN et la coalescence des intermétalliques 

Ag3Sn apparaissent bien comme les précurseurs à la fissuration intergranulaire des différentes 

brasures étudiées (BGA, R1206 et QFN). Le boitier QFN révèle une autre dynamique mixte où 

l’on observe une compétition entre la fissuration intergranulaire et la rupture interfaciale qui se 

produit le long de la couche d’intermétalliques, sans évolution microstructurale de l’alliage 

SAC. L’analyse des indicateurs d’endommagement microstructural est abordée avec la 

caractérisation quantitative de la recristallisation et de la coalescence des particules Ag3Sn. La 

taille des grains recristallisés varie de 1 à 30 µm indépendamment de la géométrie de brasure. 

C’est une caractéristique de l’alliage SAC. Un faible degré de recristallisation semble suffisant 

pour déclencher la propagation des fissures dans les joints BGA et R1206 (respectivement 8% 

et 10%). Un degré de recristallisation plus élevé est requis pour la propagation des fissures dans 

les joints QFN (27%). Cela peut être dû au mode de fissuration mixte observé sur cette 

géométrie. Concernant la coalescence des intermétalliques, les particules ayant un diamètre 

supérieur à 2 µm semblent favoriser la recristallisation. Il serait intéressant de pouvoir 

implémenter ces indicateurs d’endommagement dans les modèles de prédiction. L’étude des 

différents paramètres influençant les performances thermomécaniques des brasures SAC 

montre que le vieillissement isotherme, la localisation de la brasure et la microstructure initiale 

ont un effet sur le comportement thermomécanique des joints brasés SAC. Ils sont des facteurs 

primordiaux à prendre en compte lors du développement du modèle de fatigue 

thermomécanique.  

 

 

Mots clés :  Joint de brasure, SAC, vieillissement, fatigue thermomécanique, cyclage 

thermique, microstructure, fiabilité. 
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General introduction 

The electronic packaging industry is still experiencing rapid development in the field of 

design and manufacturing. Thus, many main challenges arise from a reliability point of view 

on electronic boards. As a result of external loadings, including temperature variation and 

vibration, and structural effects, among the different elements that make up electronic 

assemblies, solder joints have been identified as potentially critical parts, which can ultimately 

determine the lifetime of the electronic devices in long term operation. Their material properties 

are a crucial factor affecting the durability of electronic boards. 

With the ban on the use of certain hazardous substances by the European RoHS directive, 

such as lead in a series of electrical products, the SnPb eutectic, which was the most used solder 

alloy in electronic assemblies, is replaced by SnAgCu (SAC) alloys. Despite the early 

appearance of these materials, their insertion in industry is hampered by a lack of understanding 

of the solder failure mechanisms of certain types of package under the different use conditions. 

The behavior of SAC alloys is complex due to their stochastic as-reflowed microstructure 

coupled with the highly anisotropic properties of the tin phase. The SAC microstructure is 

continuously evolving under the effect of different aging conditions, which affects the 

mechanical strength of the solder joints. Generally, within the study of the solder joint 

reliability, the microstructural characteristics of the SAC solder alloys are not taken into account 

by the fatigue models. However, it appears that the implementation of the SAC microstructural 

properties is an important step to provide representative numerical models allowing the accurate 

prediction of electronic packaging lifetime.  

In this context of the development of representative fatigue models, the FELINE project of 

the IRT (Technological Research Institute) Saint Exupery  seeks to provide a new approach for 

assessing the SAC solder joints reliability. It involves the IMS (Integration: from Material to 

Systems) laboratory as well as industries in different fields: Continental Automotive, Elemca, 

Airbus Defense and Space, Safran, Thales Alenia Space, Actia and Liebherr. The aim is to 

better understand and characterize the lead-free microelectronic assemblies’ behavior focusing 

on the most promising fatigue criterion: the microstructure.   

The objectives of this project are the logical continuation of the work carried out within the 

framework of a previous project called ROBUSTESSE. This project focused on the 

characterization of BGA solder joints when they successively undergo isothermal aging and 

thermal cycling and on the development of a model with a high level of representativeness. To 

achieve this goal an experimental flow was performed to get solder lifetime and discriminate 

failure modes as a function of isothermal and thermal cycling harshness. However, the test 

could not be taken to complete failure of the boards due to the closure of the ROBUSTESSE 

project. Lifetimes data from test vehicles under thermal cycling have been useful to the FELINE 

project. The test boards represent a good starting point, both for setting up the sample 

preparation protocol for micro sections, and for first results of understanding of the aging 

phenomena. 
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The FELINE project is therefore an opportunity to extend this work on several axes: 

− Study of different component geometries (BGA, QFN, passive components) to cover a 

large range of use cases.  

− Comparison of the impact of different aging conditions on the durability of electronic 

assemblies  

− Understanding the impact of the microstructure on the SAC solder behavior and 

identification of microstructural indicators that can be implemented in Finite Element 

models  

− Development of multiscale finite element models (board, component, solder joint and 

tin microstructure) to master every aspect of the study: geometrical parameters, 

boundary conditions, microstructure properties and defects 

In this context, this thesis presents a microstructural approach to evaluate the reliability of lead-

free electronic assemblies in thermomechanical fatigue. It aims to contribute to the 

understanding of the SAC microstructural evolution under thermal aging and the impact of tin 

grain properties on the failure mechanism. Several parameters of the packaging (design, 

materials properties and solder geometry and microstructure) will be studied to identify those 

most critical to the reliability of SAC solder joints. The main objective is to define a common 

microstructural damage criterion that can be exploited in a more representative fatigue model 

to improve the prediction of SAC solder joint lifetimes.   

This manuscript is divided into five chapters. 

Chapter one provides a literature review focusing on the reliability of lead free-assemblies 

and the microstructure of SAC solder joints. We are first interested in the definition of electronic 

assemblies and developments related to the application of new legislations that prohibit lead. 

The microstructure knowledge on the SAC solder alloy has then been emphasized. Reliability 

assessment approaches are also presented along with typical conditions leading to solder joint 

failure. The effects of thermomechanical fatigue on the behavior of solder joints highlighted in 

particular in this chapter correspond to the most essential introductory stage of the work carried 

out during the thesis. A review of the different elastoplastic and viscoplastic behavior laws 

commonly used in the electronics industry is also carried to determine the most relevant 

behavioral model for the numerical part of the study.  The context and the objectives of the 

thesis are finally introduced.  

The research methodology is explored in the second chapter. The different electronic 

components as well as the test vehicles design are presented. A major accelerated test campaign 

is conducted on different test vehicles in order to generate enough experimental results to enable 

an in-depth microstructural study of the SAC solder joints as well as the analysis of their 

characteristic lifetime. Isothermal aging followed by thermal cycling is the test type considered 

in this study. The test plan was based on different isothermal storage conditions and two thermal 

cycles with a successive sampling of the boards at different number of thermal cycles. The 

different observation techniques used for the microstructural analysis of solder joints are also 

described in detail.  In the last part of this chapter, preliminary simulations were carried out to 

give first clues on the influence of certain parameters such as the materials properties of the 
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assembly, the position of the electronic components on the board and the as-reflowed 

microstructure of the SAC solder joints.  

Chapter three deals with the study of the microstructural evolution of lead-free interconnect 

joints under thermomechanical fatigue. We first investigate of the microstructure of SAC305 

interconnect joints after reflow soldering. This type of assembly process gives the solder alloy 

specific microstructural characteristics which are analyzed to understand their implications on 

the thermomechanical behavior of the interconnections. A detailed description of SAC305 

microstructure evolution is then presented with the associated failure mode(s) generated during 

thermomechanical loading. The phenomena of tin grain recrystallization and Ag3Sn particles 

coalescence that are characteristic of the thermomechanical damage of SAC interconnections 

are in particular explained; this makes it possible to understand the intergranular cracking 

failure mode systematically observed during the failure analysis of different studied 

components (BGA, QFN and R1206). An unusual interfacial crack was observed only in the 

QFN solder joints and can be related to the material properties and the solder geometry that 

unify this type of components.  

Chapter four proposes then a developed microstructural approach, allowing the assessment 

of the thermomechanical reliability of SAC solder joints. The measurement of the solder joints 

lifetimes by electrical monitoring, the study of crack development and the quantitative 

investigation of the microstructural evolution are the different steps considered to define a 

microstructural criterion representative of the fatigue of solder joints under thermal cycles. The 

size of recrystallized grains and the degree of recrystallization, the size of Ag3Sn particles and 

their density will be defined as microstructural indicators allowing the reproduction of 

recrystallization of tin grain and coarsening of Ag3Sn particles and monitoring the 

microstructural evolution of the SAC solder alloy. The changes of these indicators under 

thermal cycles are presented in order to define the microstructural state promoting the crack 

propagation. The link between the characteristic lifetimes, the crack development phases and 

the microstructural indicators evolution will make it possible to identify a microstructural 

damage criterion feature of the SAC alloy.  

 The different factors that can have an effect on the microstructural behavior of SAC solder 

joint under thermomechanical fatigue and consequently the reliability of the lead-free 

packaging are investigated in the chapter five. The isothermal aging, the location of the solder 

joints on the package, the initial microstructure of the SAC alloy are the influential factors 

studied to identify mandatory parameters to develop future reliability models. Tools used to 

assess these parameters are: lifetime analysis, microstructural characterization and finite 

element modeling.  

Finally, the conclusion summarizes the main results obtained at the end of the thesis. It also 

proposes perspectives for future work to improve and refine models for predicting the lifetime 

of lead-free electronic assemblies.
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I.1 Introduction  

SAC alloys are the most widely used materials for soldering electronic assemblies. These 

ternary alloys are based on tin, silver and copper. The SAC microstructure, which mainly 

consists of the β−Sn phase and the Ag3Sn intermetallic compounds, is very dynamic and plays 

a very important role in the study of the SAC solder joints reliability. The main goal of this 

chapter is to furnish a state of art focusing on the effect of the SAC solder joints microstructure 

on the reliability of lead free-assemblies.  

We will introduce first the fundamental notions for a good understanding of the developed 

work. The basic concepts of electronic assemblies used throughout this document will be 

defined. Then, the microstructure and behavior of SAC alloys will be presented in relation to 

the mission profiles of electronic assemblies. The thermomechanical fatigue of SAC solder joint 

will be presented in detail since it is considered to be the major cause of solder joint failure. 

Finally, different constitutive laws used in the literature for the modeling of the SAC solder 

joints behavior will be reviewed  to identify the most appropriate law for our study. This chapter 

will be an opportunity to show the shortcomings in the literature and to introduce the context 

of the thesis and the objectives identified to respond to the problem posed. 
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I.2 Microelectronic assemblies and transition to lead-free 

interconnections  

I.2.1 Architecture of an electrical assembly 

Schematically, an electronic assembly consists of three main elements: a printed circuit 

board, an electronic component and a solder alloy. The definition of these elements is necessary 

for the good understanding of the work developed in this thesis.  

 

(a) The printed circuit board 

The two main roles played by the printed circuit board or PCB (Printed Circuit Board) are 

the mechanical support of the components and their electrical interconnection thanks to the 

routing defined by the electronics engineers through copper tracks and report ranges. Today, 

the vast majority of assembled boards are multilayered: conductive copper layers are alternated 

with dielectric layers. The FR-4 (Flame Retardant) material is today the most used material for 

the manufacture of printed circuits for its attractive price and its good mechanical properties. 

The constituent materials of the internal structure of the printed circuit have an influence on its 

mechanical and physical properties. For example, in the case of thermomechanical fatigue 

resistance, depending on the type of assembled component, it will be preferable to consider a 

PCB material with a coefficient of thermal expansion (CTE) close to that of the component in 

order to minimize the resulting stresses on the level of interconnecting joints. 

  

(b) The electronic component  

The component has a functional aspect of electronic assembly. Each interconnections 

between the various components assembled on the PCB each plays a specific role and defines 

the overall function of the circuit. Three functions are ensured by the interconnections: to 

provide a mechanical maintenance of the packages to the printed circuit, to dissipate a part of 

thermal energy generated by the integrated circuit inside the component and to allow the power 

supply of the circuit and the transmission of electrical signals. Many types of components are 

available on the market. They can be grouped according to their packaging, which influences 

the mode of interconnection between the component and the printed circuit board. Interconnect 

modes can be through pins, with leads for surface transfer, with balls or direct-assembly (Figure 

I.2–1). 

 

(c) The solder joint 

The solder joint represents the junction element between the PCB and the component. It has 

a dual function since it provides both a mechanical and an electrical connection by holding the 

case to the circuit board and allowing the signal to communicate between the components of 

the assembly. The solder joint is the most vulnerable part of the electronic assembly for certain 
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types of stresses such as thermal and vibration loads. Cracks may appear by fatigue mechanisms 

leading to the rupture of the interconnection and therefore to the failure of the electronic 

assembly. The choice of the good solder material plays an important role in the reliability of 

electronic equipment. There are several solder alloys, which differ in their chemical 

composition and according to field of application (Sn-Pb, SAC (SnAgCu) and Innolot 

(SnAgCuBiNiSb)). 

 
Figure I.2–1: Diagram of the different modes of interconnection between the components and the 

electronic board [1] 

I.2.2 Assembly processes 

Several assembly processes exist and allow electronic components to be soldered onto a PCB 

The electronic assemblies investigated in this thesis work were exclusively made with the most 

prevalent process of SMD (surface mounted device) components soldered by reflow. This 

involves adding solder paste by screen-printing (mixture of alloy microballs and flux to activate 

wetting by getting rid of impurities and oxides potentially formed), the component is then 

placed directly on this paste which remains adhesive. The whole is then placed in a reflow 

furnace The reflow profile can be divided into four distinct regions. A first preheating step 

consists of increasing the temperature of the PCB and the components. A stabilization phase 

then follows allowing homogenization of the temperature throughout the assembly in order to 

ensure the activation of the flux present in the solder paste. The assembly is then maintained, 

between 40 and 120 seconds depending on the dimensions of the board, above the melting 

temperature of the solder alloy to allow the complete melting of the solder paste. Finally, a 

solidification phase is necessary to guarantee the prevention of excessive intermetallic layers, 

which could cause the embrittlement of the resulting weld fillets. The temperature rise and fall 

steps must in particular be fast enough to respectively paste volatiles and obtain a fine 

microstructure, but in both cases slow enough to overcome any risk of thermal shock that could 

damage the constituent materials of the elements of the assembly. Differential expansion of the 

board and components can be also induced by the temperature variation generated during this 

assembly process. Residual stresses and strains can form in the solder joint which affects their 

reliability during their using. 
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Figure I.2–2: Reflow Solder Profile [2] 

I.2.3 Lead-free electronics 

Eutectic Sn 63% Pb 37% has been the most widely used solder alloy since the advent of 

electronics due to its cost, availability, ease of use and its solder properties like low melting 

temperature and sustainability in reflow ovens and wave soldering processes.  

However, the use of lead in our modern societies tends to be minimized because of its 

toxicity for humans and the environment despite all its qualities approved by the many 

applications developed over the centuries. In the United States, they began to consider the 

problem linked to the use of lead in the early 1990s, but no law was passed, mainly due to 

pressure exerted by manufacturers in the American electronics sector. This trend is further 

reinforced in Europe by the RoHS ban on harmful substances and WEEE regulations on 

recycling and minimizing of electronic wastes. In 2000, the EU adopted two directives, the 

Waste of Electrical and Electronic Equipment (WEEE) and the Directive of the Restriction of 

the Use of Certain Hazardous Substances (RoHS). The RoHS legislation aims to prohibit the 

use of lead in electronic equipment except for applications requiring a high level of reliability. 

So, due to the general push towards eco-efficiency and green electronics, manufacturers are 

motivated to switch to lead-free electronics. Therefore, the use of lead-free solder joints in the 

global electronics market seems imminent. 

I.2.4 Synthesis  

Among the three main elements that make up an electronic assembly (components, board 

and solder joints), we will be particularly interested in solder joints. Until 2006, they were 

mainly of the SnPb type, are now replaced by lead-free alloys for environmental, and health 

reasons. These new alloys, mainly SAC alloys, have similar mechanical properties to SnPb 

alloys.  However, their microstructure seems to be very different, which can be critical for the 

reliability of electrical assemblies under severe applications.  
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I.3 SAC solder alloy  

 It is important to take into consideration that the properties of the alternative solders must be  

comparable or even better to Sn-Pb solders in selecting suitable substitute of SnPb soldering 

alloys. Compatible candidates of the Sn-Pb solders must have the following characteristic [3]:  

− melting temperature similar to eutectic Sn-Pb for a similar reflow profile  

− sufficient wettability for good metallization process  

− good electrical properties for transmitting electrical signals  

− strong mechanical properties for good fatigue resistance and reliability  

− cheap and easier manufacturability  

Among several alloy compositions that are considered as lead-free solder candidates, Sn-Ag-

Cu alloys have been recognized as the most promising because of their relatively low melting 

temperature (compared with the Sn-Ag binary eutectic lead free solder), higher mechanical 

properties, and good compatibility with other components [4][5][6]. 

I.3.1 SAC Alloy composition  

The SAC solder alloy is a hypo-eutectic ternary alloy characterized by a solidus temperature 

about 217°C and close to that of the tin lead eutectic. There are several types of SAC solder 

alloys, which are characterized by different mechanical properties due to their chemical 

composition. It is therefore important to know the order of appearance of the different phases 

during a reflow soldering profile.  

Figure I.3–1 present the SAC alloy ternary phase diagram, which is derived from the binary 

phase diagrams SnAg and SnCu (Figure I.3–2). It shows the elementary phases induced for a 

near-eutectic composition:  β-Sn and intermetallics Ag3Sn and Cu6Sn5.  Based on a thermo-

differential analysis and a thermodynamic model, Moon et al. determined the eutectic 

composition of the Sn-Ag-Cu alloy in 2000 [7]. The eutectic composition measured in this study 

gives a mass percentage of silver of 3.5 ± 0.3% and of 0.9 ± 0.2% of copper at 217.2 ± 0.2° C. 

SAC-type alloys are made up overwhelmingly of tin (more than 95% by mass proportion). The 

microstructure of this type of alloy is based on a tin matrix in which the silver and copper are 

in solid solution. 
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Figure I.3–1: SAC ternary phase diagram [8] 

 
Figure I.3–2: SnAg and SnCu binary phase diagrams [7] 

I.3.2 Tin structure in SAC solder joints  

(a) Tin crystal structure and anisotropy 

Pure tin comes in three different allotropic forms (α, β and γ) depending on the temperature 

range in which it is found. The structures of these phases are shown in Table I.3–1. 

In solder alloys, tin is found in its β form because it exists in the temperature range in which 

lead-free electronic assemblies are generally used. Due to its crystal structure, there is an 

invariance by rotation of 90° around axis [001] which leads to equal properties of the directions 

[1 0 0] and [0 1 0] and clearly different of the third direction ([0 0 1]). This structure gives it 

anisotropic physical and mechanical properties. The Young's modulus and the Thermal 

Expansion Coefficient (CTE) are in fact dependent on the direction as shown in Figure I.3–3. 

Between the a [100] direction and the c [001] direction, the value of the CTE varies by a factor 

of 2 and the Young's modulus by a factor of approximately 3. From this graph, it is clear that 

tin in its allotropic β form exhibits the highest stiffness in the direction where its thermal 

expansion is greatest (direction [001]). This can generate internal stresses in the tin crystals 

leading to heterogeneous deformations at the grain boundaries during thermal cycling. These 
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deformations induced by the difference in thermal expansion between the different crystal 

orientations can cause a mechanism of deformation by sliding at the grain boundaries. This 

mechanism may make the behavior of lead-free interconnections sensitive to the SAC alloys 

microstructure and crystalline orientation. 

Form α [9] β [10] γ [11] 

Temperature < 13°C 13°C < T° < 161°C 161°C < T° < 232°C 

Structure Face-centered cubic Tetragonal centered Orthorhombic 

 

 

Representation 

 
 

 

Table I.3–1: Description of tin allotropic forms [12, chap 1] 

 
Figure I.3–3: Surface representations of the (a) coefficient of thermal expansion and (b) elastic 

modulus at -45°C (lower half of the surface) and 135°C (top half of the surface) for β-tin [13] 

(b) Dendritic structure  

In the cooling step, during a reflow assembly process, a phenomenon of supercooling of the 

SAC alloy occurs. The main consequence of this phenomenon is the dendritic structure of tin . 

The liquid is then in a metastable state and its temperature is lower than the temperature of the 

liquidus. As soon as the β-Sn phase nucleates, large ductile dendrites are quickly formed and 

the size of their arms increases as they move away from the nucleation site [14]. Dendrites 

consist of a main arm and secondary arms, the dimensions of which are in the order of a hundred 

and ten micrometers, respectively. 
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(a) 

 
                        (b) 

Figure I.3–4: Dendritic structure in as reflowed SAC solder joint (a) Bright light image [15], (b) SEM 

image of the primary and secondary arms of the tin dendrites [16] 

The nucleation of tin is the key step in the solidification of SnAgCu solders. Some work [17] 

has suggested that the formation of dendrites can control the crystal orientation of the tin grains 

since the crystal lattice of these dendrites is the same as that in the tin matrix of the adjacent 

eutectic phase. The birefringence of tin makes it possible to observe the crystal orientations of 

SAC joints under an optical microscope in polarized light. Figure I.3–5 presents the dendritic 

structure in BGA solder joint with their different orientations observed under polarized light. 

They also hypothesized that the size of the tin grains was controlled by the formation of 

dendrites, which may explain the low number of grains possessed by SAC interconnections 

(Figure I.3–6). 

 
(a) (b) 

Figure I.3–5: Observation of the dendritic structure in BGA solder joint, (a) white light image, (b)  

polarized light image 
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Figure I.3–6: Relationship between crystal orientation of grains and those of β-Sn dendrites. The 

nucleation site corresponds to a morphology of intertwined grains (the common axis of rotation [100] 

or [010] is collinear with the z axis) [18, chap 1]  

 

(c) Tin grain morphologies  

Depending on the number of nucleation sites during tin solidification and the degree of 

undercooling, SAC solder joints can adopt different morphologies. When solidification occurs 

at not too large undercooling, solder joints with only macrograined or a cyclic twin (hexacyclic) 

structure are normally generated [19][20][21][22]. For BGA solder joints, they usually consist 

of a few large Sn grains. The six-fold cyclic twinning of tin is also known to commonly occur 

and results in the solidification of the commonly called “beach ball” morphology in BGA 

components [23]. The cyclic twin phenomena is characterized by the presence of only three 

unique grain orientations which nominally have about 60 degrees rotations about a common 

axis. 

SAC solder joint orientation tends to be more or less random. Adopting the colour scale of 

Bieler et al. [24], Lövberg et al. studied the probability of c-axis orientation if the distribution 

is random [13]. They determined that a red orientation should be 6 times more likely than a 

blue orientation by dividing the c-axis orientation into five segments with intervals of 18 

degrees (Figure I.3–7). 

 
Figure I.3–7: The probability of c-axis orientation of single- grained joints if the orientation is 

considered stochastic [13] 
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At higher degrees of undercooling, an interlaced twin structure may appear in solder joints  

[20][21] . Although the presence of the fine grains in this structure can give the appearance of 

a polycrystalline structure, it is just another form of the tin twin phenomenon. As with the cyclic 

twin morphology, only three unique grain orientations are present with about 60 degrees 

rotations about a ([001] or [010]) axis. 

Lehman et al. suggest that the macrograin structure is a form of hexacyclic twinning 

occurring at the level of the {101} family of planes form an angle of 57.2° to each other whereas 

the interlaced morphology is characterized by {3 0 1} twin planes making a 62.8° angle to each 

other [19]. 

It is also possible to observe mixed morphologies. Solder joints will have a mixture of cyclic 

and interlaced twin structures [25][26][27]. Normally, the interlaced structures were often 

localized near the interface between the solder and the copper pad on component or PCB side 

and at the nucleation site of the beach ball structure. 

Figure I.3–8 shows the different morphologies observed in BGA SAC solder joints. The 

occurrence of these morphologies in BGA components depends on solder volume, alloy 

composition, surface finish and cooling rate. 20% to 80% of BGA solder joints are single-

grained and their orientations tend to be more or less random. 

 
Figure I.3–8: Diversity of as-reflowed tin grain morphologies in BGA SAC solder joints [28], [29] 

I.3.3 Intermetallic compounds in SAC solders 

As the alloy solidifies, the silver and copper intermetallics solidify first, increasing the 

tin concentration in the liquid phase. Then tin begins to solidify and adopts a primary β-Sn 

dendritic structure which grows rapidly. The interdendritic spaces follow a binary (Sn-Ag or 

Sn-Cu) or ternary (Sn-Ag-Cu) eutectic structure depending on the constituents still present. In 

the case of SAC305 interconnection joint, due to the low copper content and its migration to 

interfaces during cooling, the eutectic phase is mainly composed of a fine dispersion of very 

small Ag3Sn in a tin matrix. Depending on the surface finish, Cu6Sn5 or (Cu, Ni)6Sn5 

precipitates are generally dispersed in the solder joints. Intermetallic layers also form at the 

interfaces between the metallized transfer pads and the solder joint by reaction between the Sn 

in the solder alloy and the chemical elements of the solder pad and surface finish. The SAC305 

solder joint microstructure is presented in Figure I.3–9. 

Partial interlaced twinningMulti grainSingle grain Interlaced twinning

Cyclic twinning

« Kara’s beach ball »
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Figure I.3–9: SEM image of SAC305 alloy [18] 

The dendrite size, their spacing, the tin grain size and the IMCs number and shape 

characterize the solder alloys microstructure. These characteristics mainly depend on the 

following factors: 

− the alloy composition, 

− the reflow profile, 

− the solder joint size, 

− the interface finish; 

I.3.4 Influence of Ag and Cu mass content 

The copper and silver contents also have a role in the order of appearance of the different 

phases during solidification. Thus, a very small variation in the percentage of Cu or Ag can 

modify the solidification process and consequently the microstructure. The dendritic growth of 

primary β-Sn is a very common crystal structure in binary or ternary tin-rich solder such as Sn-

0.7Cu, Sn-3.5Ag, and Sn-3.8Ag-0.7Cu. It is more difficult to observe a dendritic structure in 

pure tin, even if the dendritic growth has already been observed there. 

In these tin-rich alloys, the increase of silver content (up to 3.8%) induces a greater number 

of small IMCs. Figure I.3–10 clearly shows that a higher silver content also induces finer tin 

dendrites [30].  

The Ag content can have also an impact on SAC solder morphologies. For solders with a 

low Ag content (1-2%), a low fraction of interlaced solder joints was obtained whereas a high 

fraction of interlaced solder joints was observed when the Ag content was high (3-4%) (Figure 

I.3–11) [31]. 
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Figure I.3–10: SEM images of different compositions SAC solder joints – (a) Sn-3,0Ag-0,5Cu –(b) 

Sn-3,9Ag-0,6Cu [30]  

 

 

Figure I.3–11: Correlation between the content of Ag in the SAC solder balls and the fraction of 

interlaced solder joints for the various surfaces finishes [31] 

It has been found that an increase in the proportion of Cu would produce a dendritic growth 

in β-Sn [32, chap 1]. The formation of the primary Ag3Sn phase also depends on the Cu content. 

It allows the appearance of large Ag3Sn plates during solidification by helping the nucleation 

of these plates [33].  

I.3.5 Influence of the reflow profile 

The initial microstructure of SAC alloys is strongly influenced by the reflow profile during 

the soldering process in electronic assemblies. These alloys are characterized by a low reflow 

temperature close to that of the tin lead eutectic. This reflow temperature represents a 

determining parameter in the characterization of the solder material, but is not the only 

important factor. Parks et al. studied the effect of the solidification temperature in the tin grain 

morphology. They pointed out a very high relation between this parameter and the presence of 

interlaced structure. Less than 15% of the solder bumps that had solidified at temperatures 

above 203°C had interlaced or mixed morphology, whereas more than 90% of the solder bumps 

that solidified below 199°C had interlaced or mixed morphology [34]. 
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 The cooling step also plays a crucial role in the final microstructure. The cooling rate has 

several effects on the internal structure of SAC alloys. It indeed affects the development of 

dendrites as well as the morphology of the IMCs formed at the interfaces. As mention in [35], 

several studies have been carried out in order to highlight the influence of the cooling rate on 

the microstructure of SAC alloys. Kim  studied in particular the influence of three cooling rates 

on the microstructure of the SAC305 alloy. In their work, they showed that the interdendritic 

spacing increases as the cooling rate decreases [36]. Figure I.3–12 presents SEM pictures of 

cross-sections obtained on SAC305 samples obtained under different cooling rates during 

reflow soldering. A slow cooling can lead to the formation of large Ag3Sn pro-eutectic plates 

which mechanically weaken the material. Therefore, increasing this speed can reduce the pro-

eutectic phase and improve the mechanical properties. However, a high cooling rate can induce 

harmful effects such as thermal stress or deformation of a substrate [32, chap1]. 

 
Figure I.3–12: SAC305 microstructure depending on the cooling rate [36] 

I.3.6 Influence of the surface finish layer 

The electronic components are soldered on copper pads of the printed circuit board. Several 

layers of copper are deposited during the manufacturing of the board by electrochemical and 

electrolytic processes. A finishing layer, either organic or metallic, is deposited on these areas 

whose first role is to avoid oxidation and corrosion during soldering and storage of PCBs. This 

allows good wetting of the alloy during assembly. 

IMCs grow at the interfaces by diffusion. Some of these compounds (Cu6Sn5) allow a good 

metal bonding. Other compounds (Cu3Sn) can weaken the interface during mechanical stresses. 

The Cu3Sn compounds do not grow during the assembly process but during thermal aging. 

Certain metallic finishes can limit the development of weak IMCs at the interfaces. For 

example, a nickel-based finish is often used to avoid the diffusion of copper in the solder joint. 

The elements of the finishes will indeed diffuse into the more ductile solder joint and will thus 

be able to alter its mechanical properties. Table I.3–1 gives the main IMCs found at the 

interfaces depending on the finish of the board copper pads, which can be organic or metallic.  
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Table I.3–2: Main IMCs observed at the interface between SAC alloy and copper pads, depending on 

the surface finish [37] 

Finish Ag Sn NiAu (ENIG) OSP (Organic 

Solderability 

Preservative) 

IMCs  at the 

interface 

solder/pads 

(Cu) 

Cu6Sn5 

Cu3Sn (after 

aging ) 

Cu6Sn5 

Cu3Sn (after 

aging ) 

Ni3SN4 

(Cu, Ni)3Sn4  

Cu6Sn5 

Cu3Sn (after 

aging ) 

 

Berthou et al. also showed that surface finishes play a role in the growth dynamics of IMCs 

during isothermal aging [38]. The growth of IMCs is slower on ENIG finishes. Pure tin finishes 

give thicker IMCs layers from t = 0 (around 3.8 µm then 5 to 8 µm after 1000h of aging). In 

most cases, the Cu6Sn5 IMCs form a layer about 3μm thick. In the case of Ni3Sn4 compounds, 

the layer measures from 1 to 2 μm. Figure I.3–13 shows two soldered interfaces, one with 

copper and one with nickel. 

 
Figure I.3–13: SEM images of solder/copper interface (a) and solder/nickel interface (NiAu finish) (b) 

with a Sn-3,5Ag solder alloy [4] 

The surface finish of solder joints can also affect tin grain morphology. Arfaei et al. clearly 

show that solder joints formed when both solder pads had Ni finish (ENIG/ENIG, ENIG/ELNG 

or ELNG/ELNG) had a low fraction of interlaced structure when at least one of the pads had 

ELNG as surface finish and a high fraction when both pads had ENIG as surface finish with 

exception for the solder joints with the smallest diameter (250 μm). For the smallest solder 

joints, when both pads had ELNG as surface finish, the fraction of solder joints with interlaced 

solder joints was still low. However, a high fraction of interlaced solder joints was observed 

when one of the pads had ELNG as surface finish and a low fraction when both pads had ENIG 

as surface finish [26].  
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I.3.7 Influence of isothermal aging  

In certain applications, electronic boards can be subjected to a long storage period before 

their use. It is therefore necessary to ensure that the solder joints remain in good condition after 

this storage. Therefore, an understanding of the aging mechanism and its effects on the 

evolution of the microstructure is necessary in order to check whether a long storage period 

affects the reliability of the solder joint. 

Several studies focused on the understanding of the evolution of the SAC solder joints 

microstructure under isothermal stress. Prolonged exposure to temperature causes coarsening 

of the bulk precipitates. They remain localized in interdendritic spaces but their average size 

and spacing increase. This coalescence phenomenon is illustrated by Figure I.3–14 from the 

literature [39]. Chauhan et al.[40] have shown that the size of the Ag3Sn nanometric particles 

increased by 34% and their spacing by 67% after a thermal aging of 1000 hours at 100°C. This 

microstructural evolution has a direct influence on the overall mechanical properties of the 

solder joint. It reduces the effect of blocking dislocations by precipitates and lowering the 

resistance of the alloy to deformation. A drop in the yield strength and in the hardness values 

after a few hundred hours at more than 100°C has been observed in the work of Dompierre  [12, 

chap 3]. Figure I.3–15 shows the evolution of Young's modulus and yield strength during 

isothermal aging. 

 
Figure I.3–14: Effect of pre-aging at 150°C (1000h) on the SAC305 microstructure [39] 

 
Figure I.3–15: Evolution of SAC405 Young modulus and yield strength after aging at 125°C [41] 
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Isothermal aging also increases the thickness of the intermetallic layers. These layers enrich 

with tin and copper from the SAC alloy and copper or nickel from the substrate. Figure I.3–16 

presents SEM images revealing the growth of intermetallic interfaces during isothermal aging. 

The thickness of the intermetallic contact layers changes due to interatomic diffusion occurring 

during storage at constant temperature. The thermal aging conditions specific to each electronic 

application are therefore to be considered. 

 
Figure I.3–16: IMCs growth at the interfaces between SAC305 and copper pads [42] 

We find also in the literature several works on the evolution of visco-plasticity under 

different temperatures of isothermal aging [43][44]. Figure I.3–17 shows the results of a study 

carried out on several solder alloys and which focuses on the effects of isothermal aging at room 

temperature. The stress-strain curves clearly show the reduction in the strain resistance of the 

solder material caused by the cumulative effects of aging over time. After a certain duration, 

the variation of the ultimate stress reaches a slightly oblique affine asymptotic limit. This trend 

is present for all data series in this REF [43]. After 500 hours of aging at 25 C, the reduction in 

ultimate stress is approximately 24.6% and the reduction in yield stress is approximately 26.9%. 

This reduction is considerable, especially since, in real life, a period of several tens of days of 

storage between assembly and use is quite normal. 

 
 

Figure I.3–17: Evolution of the SAC305 plasticity characteristic as a function of the isothermal aging 

time carried out at 25°C [43]  
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I.3.8 Synthesis 

Lead-free solder joints are characterized by a complex microstructure. It often consists of 

only one or a few randomly oriented tin grains present in different morphologies. Several 

parameters influence this microstructure, in particular the cooling rate of the alloy, the 

composition, or even thermal aging. Due to these evolutions and coupled with the highly 

anisotropic properties of the tin phase, the thermomechanical response of SAC solder joints can 

be greatly impacted by these factors. 
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I.4 Thermomechanical fatigue of SAC solder joint 

The solder joint of an assembly is designed to fulfill a mechanical role for a given mission 

profile. Therefore, it is necessary to know its behavior and performance during its operation. 

The characterization of the solder joint service life takes into account various harsh stresses 

in operational environments: temperature, thermal and mechanical cycles, vibrations, shocks, 

etc. The degradation and fatigue of materials are the activated phenomena within the system. 

The degradation or aging of a material is the alteration of its mechanical, electrical or thermal 

properties. This happens both in the face of cyclic stresses and in a stationary load (eg: 

isothermal). Fatigue, for its part, necessarily involves cyclical stress. The repetition of this 

stress, although below the limiting loading conditions of the material, produces an internal 

change in the system leading gradually to its damage. This is in a way a special case of 

degradation. The Wölher curve or S-N curve expresses the relation between the applied stress 

and the number of cycles to failure (Figure I.4–1). 

 
Figure I.4–1: Wöhler curve and the associated material behavior in fatigue 

The fatigue characterization approach generally consists of identifying the fatigue 

mechanism: influencing factors, damage observation and failure mode. During their life cycle, 

electronic equipment will indeed undergo thermomechanical and mechanical loads during 

handling, storage, transport and operational phases. 

Electronic boards are usually submitted to the mechanical fatigue due to the operating system 

and the environment. Mechanical stresses are transmitted by the system to the electronic board 

inducing the bending of the PCB, and especially for frequencies around the resonant frequency 

of the electronic board where the bending of the PCB is high. The mechanical strength of 
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interconnections is strongly correlated with the deformation of the PCB and the inertial forces 

due to the mass of the component. Mechanical shear stresses are also induced in the solder 

joints by this bending, conducting to the High Cycle Fatigue regime characterized by a high 

number of failure cycles (> 104 - 105 cycles). 

The thermomechanical fatigue failure of solder joints induced during temperature variations 

is the leading cause of electronic assembly failures. Solder joints subjected to temperature 

fluctuations do not generally have lifetimes greater than 104 cycles. Therefore, solder joints 

thermomechanical fatigue corresponds to the domain of low number of cycles to failure (Low 

Cycle Fatigue). The initiation and propagation of fatigue cracks generated during thermal 

cycling mainly result from the very large differences in CTE between the component and the 

PCB. These differential expansions will indeed generate shear deformations in the 

interconnection joints. Tensile stress can also be observed by structural effect in particular for 

large package. The cyclical repetition of these solicitations will ultimately be able to lead to the 

electronic assembly failure. Manufacturers use accelerated Thermal Cycling (ATC) in order to 

study solder joint reliability. The electronic board is submitted to a temperature profile, 

including dwell times at extreme temperatures. The amplitude of thermal variation is adjusted 

depending on the application.  

I.4.1 Evolution of SAC solder joint microstructure during thermal cycling 

When a lead-free solder is subjected to thermal cycling, viscoplastic strains can be generated 

due to the CTE mismatch between the various elements of the assembly (component, copper, 

board) leading to the formation of new β-Sn grains characteristic of the recrystallization 

phenomenon. The release of internal plastic energy accumulated in regions of high strain during 

thermal cycles is the main cause of tin recrystallization.  The recrystallization is firstly 

characterized by the production of a large number of randomly orientated subgrains in the 

higher strain areas generated by the creation and movement of dislocations within the solder β-

Sn grains.  Then, a network of high angle grain boundaries along the high strain region during 

thermal cycling is formed by the rearrangement and / or annihilation of dislocations after a 

global recrystallization. This microstructural phenomenon precedes the initiation and 

propagation of fatigue cracks. Initially, recrystallization is slowed down due to precipitation 

hardening caused by Ag3Sn intermetallic (IMC) particles but strain-enhanced coarsening will 

take place during the thermal cycles. This coarsening decreases the pinning effect of the 

secondary precipitates, allowing the formation and rotation of subgrains that will finally lead 

to high angle grain boundaries [45][46]. 

Zhou et al.[47] explained the phenomena responsible for thermomechanical damage in the 

SAC305 solder joints. They have shown that the local plastic stresses generated during thermal 

cycling create dislocations which will be able to rearrange themselves to form sub-grain 

boundaries. As the cycling progress, the dislocation walls mobility will increase and lead to the 

sub-grains rotation which will gradually become recrystallized grains without internal defects. 

Arfaei et al. highlighted the damage mechanisms generated during the thermomechanical 

fatigue of SAC305 solder joints. They showed from EBSD analyses on BGA solder joints that 
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the cracks propagated by a sliding mechanism at the grain boundaries through the network of 

highly disoriented recrystallized grains in high strain regions. The EBSD technique reveals the 

crystal orientation of each grain. Observations showed that tin grains close to the fatigue crack 

have greater angles of misorientation than in the rest of the solder joint [29]. Figure I.4–2.c 

shows an EBSD orientation map obtained from a damaged SAC interconnect ball. 

 
Figure I.4–2: Cross-section of a solder joint after thermal cycling : polarized light (a), optical 

microscope (b), EBSD orientation map [29] 

Thus, two microstructural phenomena are present during thermomechanical damage. The 

phenomenon of recovery precedes the recrystallization and is characterized by movement, 

annihilation, grouping of dislocations and the formation of sub-grains boundaries with low 

misorientation angles. It  requires less activation energy that seems to be a prerequisite for the 

recrystallization [48][49]. For the recrystallization phenomenon, it consists in the rotation of 

the sub-grain boundaries around the [001] axis allowing the nucleation and growth of new tin 

grains with high misorientation angles. Finally, the grains generated form a network of grain 

boundaries with large misorientation angles which constitutes a favorable path for the 

intergranular crack propagation [46].  

IMCs coalescence is also a phenomenon that has an effect on solder joints damage [50] 

[51][52]. It is very closely correlated to the recrystallization phenomenon of SAC alloys. The 

conditions generated during the thermal cycling tests allow the growth of these particles. The 

intermetallic particles in solder joints, mainly Ag3Sn, cause precipitation hardening of the 

solder. The larger the number of particles and the more evenly they are distributed, the higher 

the precipitation hardening will be. Under thermal cycling, Ag3Sn IMCs in the solder joints 

coarsen, the largest particles grow in size and smaller particles dissolve and disappear. This 

leads to the disappearance of the dendritic structure and will decrease the precipitation 

hardening and make the solder softer, which will accelerate the recrystallization. This process 

is called precipitation coarsening. It is also enhanced by strain that contributes to the reason 
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why recrystallization occurs more quickly near the package interface. At the same time, larger 

Ag3Sn precipitates tend to move towards grain boundaries as coalescence takes place. This 

ascertainment proposes that strain-enhanced Ag3Sn coalescence is driven by grain boundary 

diffusion [53].The degree of precipitation hardening has a large influence on the number of 

cycles required for recrystallization.  Finely dispersed IMCs of nanometric size can indeed act 

as barriers to the dislocations motion induced by viscoplastic strain and inhibit SAC305 solder 

damage by dislocation pinning process [54].  

Arfaei et al. studied the microstructural evolution due to thermomechanical stresses in BGA 

and QFN SAC305 solder joints. Their SEM observations highlighted the Ag3Sn IMCs 

coalescence in the high strain regions [54]. Yin et al. also explained the influence of thermal 

stresses on the size of Ag3Sn IMCs and their spacing. They showed the increase in the size of 

the Ag3Sn IMCs in the high strain regions where recrystallization occurs, leading to the 

disappearance of the dendritic structure (Figure I.4–3) [27]. The dwell time imposed at the 

maximum temperature causes isothermal aging and can participate on the coalescence of IMCs.   

 
Figure I.4–3: Recrystallization (a) and Ag3Sn phase coalescence (b) in high strain regions [27] 

Yin et al. summarize thermomechanical fatigue cracking in SAC solder joints in three steps 

as shown in Figure I.4–4 [52]. In the first step (Figure I.4–4 (a)), IMC particles precipitation 

coarsening will happen primarily in the high strain regions close to the solder pads. At the same 

time, slowly growing transgranular cracks can also initiate at the joints corners. Secondly 

(Figure I.4–4 (b)), recrystallization will occur all the way through the high strain region starting 

in the joint corners which will facilitate intergranular crack growth between the grains. These 

cracks may grow considerably faster than the initial transgranular crack(s). Finally (Figure I.4–

4 (c)), the intergranular cracks will propagate across the recrystallized region until a total 

failure. 
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Figure I.4–4: Formation of cracks in BGA solder joints during thermomechanical fatigue [52] 

I.4.2 Thermomechanical fatigue models 

Once the fatigue process is known, it remains to model its behavior. A thermomechanical 

fatigue model correlates a certain metrics (stresses, strain, and energy) with a number of cycles 

to failure obtained from accelerated test results. The local assessment of the thermomechanical 

loads exerted on the solder joints is therefore fundamental for developing predictive lifetime 

models of electronic assemblies subjected to severe thermal cycles. Since the dimensions of the 

solder joints are too small to allow direct measurement of stresses and strains, finite element 

modelling is commonly used to assess the level of loading generated at the level of the 

interconnections during accelerated thermal cycling tests. This calculation requires the prior 

determination of the constitutive law of the alloy in question. The damage criterion must be 

chosen carefully to be representative of the solder material damage during the 

thermomechanical fatigue, Fatigue models are generally introduced by a power law. 

X = k(N)c (I.4-1) 
X: Fatigue criterion  

k, c: Materials parameters 

N: number of cycles to failure 

 

(a) Fatigue models based on plastic deformation 

The most used model for the evaluation of the solder joints thermomechanical durability is 

the Coffin-Manson law. It involves the plastic deformations amplitude as a fatigue criterion and 

was initially developed to evaluate the oligocyclic fatigue of ductile metals. This constitutive 

equation was independently determined by L.F. Coffin and S.S. Manson in 1954 [55], hence 

the name it bears today. 

𝛥𝜀𝑝

2
= 𝜀f

′(2Nf)
c 

 

(I.4-2) 

 

𝛥𝜀𝑝: Plastic strain amplitude 

𝜀f
′: Ductility Coefficient 

c: Ductility exponent 

N: Number of cycles to failure 
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In order to account for the stress mode mainly experienced by interconnection joints during 

thermal cycles, Solomon developed a Coffin-Manson model modified in shear [56]. The only 

difference is that it is based on the plastic shear (or slip) strain. The mathematical formalism 

corresponding to the developed fatigue law is as follows: 

𝛥γp Np
α = θ (I.4-3) 𝛥γp: Amplitude of plastic strains in shear 

α, θ:  Materials parameters 

N: Number of cycles to failure 

 

(b) Fatigue models based on energy 

Fatigue models commonly used today are based on an energy criterion. The determination 

of the inelastic strain energy density dissipated during a cycle has the advantage of taking into 

account both the amplitude of the strains and the stresses generated. This metric is generally 

calculated by finite element simulations but can also be measured by calculating the area of the 

stress-strain hysteresis loop obtained. The first fatigue law considering this type of criterion 

was developed by Morrow in 1965 [57]: 

 

Nm∆W = C 

N =  K1(∆W)
K2 

K1 = C
1

m et K2 = −
1

m
 

 

(I.4-4) 

(I.4-5) 

(I.4-6) 

𝛥W: Inelastic strain energy density 

m: Fatigue exponent 

C: Ductility Coefficient 

N: Number of cycles to failure 

In order to improve the existing fatigue models by considerations of fracture mechanics, 

Darveaux set up a thermomechanical life evaluation model taking into account the initiation 

and propagation of fatigue cracks [58]. Its model, adapted from the law of Paris, is therefore 

divided into two contributions: the number of cycles necessary to initiate a fatigue crack, then 

the crack propagation speed. A limitation of this model lies in the assumption of a constant 

propagation speed which is not representative of the transient regime reached during the 

damage of the solder joints 

Ni = K1(∆W)
K2                  (I.4-7) 

da

dN
= K3(∆W)

K4                  (I.4-8) 

 

N = Ni + 
a
da

dN

                        (I.4-9) 

 

𝛥W: Inelastic strain energy density 

Ni: Number of cycles to crack initiation 
da

dN
: Crack propagation rate 

N: Number of cycles to failure 

a: Final crack length 

Ki, i ∈ [1,4]: Materials parameters  
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I.4.3 Factors impacting SAC solder joints thermomechanical response 

(a) Influence of thermal cycling parameters 

Solder failures in thermal cycling are due to the combination of two phenomena: fatigue due 

to plastic deformations and creep. The relative preponderance of one of the phenomena over 

the other depends on a large number of factors, including: 

− dwell time, 

− maximum temperature, 

− temperature gradient. 

Several studies have been conducted to understand the effects of thermal cycling conditions 

on the reliability of lead-free interconnections [15][18, chap 3] [38]. It has been shown that the 

dwell time at extreme temperatures is one of the most important parameters. The creep 

phenomenon is activated during the cycling, and the higher the temperature, the greater the 

creep. Therefore, the dwell time has an influence on the mechanical behavior of solder joints 

since a long holding time allows better stress relaxation than a short dwell. This time must 

therefore be long enough to allow stress relaxation. 

The dwell times are therefore dependent on the creep / relaxation phenomenon which itself 

depends on the temperature ranges used during thermal cycling. Libot [18, chap 3] has shown 

that the durability of assemblies decreases when the dwell times increase. This therefore means 

that the thermomechanical damage to the joints increases with the dwell time and that the 

relaxation of the stress accumulated in the SAC305 solder joints requires significant time. 

Figure I.4–5 highlights the influence of the duration of the dwell times on the number of cycles 

to failure as well as the temperature range. 

 
Figure I.4–5: Normalized number of cycles to failure in CBGA 625 lead-free / tin-lead solder joints, 

depending on temperature range and dwell time [38] 
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Isothermal storage, in particular at high temperature, also has an effect on the evolution of 

the SAC microstructure (activation of IMCs coalescence). Other studies have been conducted 

to better understand the effect of the maximum temperature difference on the number of cycles 

to failure. For example, Libot’s work has shown that the maximum thermal strain generated at 

critical solder joints is directly proportional to the temperature range imposed during 

accelerated testing [18, chap 3]. The thermomechanical damage to the SAC305 

interconnections is therefore greater when the thermal excursion increases and the resulting 

service life is therefore shorter. Figure I.4–6 shows the influence of thermal amplitudes on the 

number of failure cycles for LCC components. 

 
Figure I.4–6: Influence of thermal range in thermal cycling (80°C, 125°C and 180°C) : Weibull plots 

for LCC44 components [18, chap 3] 

(b) Effect of solder joint and package geometry  

Solder joints are designed to be submitted to different mission profiles. Consequently, their 

behavior depends on their geometry. However, the term geometry can imply several parameters 

such as the ball size, the pitch between solder joints, the die size, the molding compound size, 

the soldering configuration (Solder Mask Defined or not), etc. 

Several works have studied the effect of the solder joint geometry of the solder joint. Arfaei 

et al. highlighted the effect of ball size on the durability of lead-free solder joints. The Weibull 

plots for BGA failures at different ball sizes show that the biggest balls have the longest lifetime 

in thermomechanical fatigue (Figure I.4–7) [29].  

The die size is another factor that can affect the solder joints behavior during thermal cycling. 

Tegehall and Lovberg [59] have proven with finite element (FE) models that the die size 

influences the strain level in the corner joint. Figure I.4–8 shows that the accumulated creep 

strain value is greater in the case of a wider die. 
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Figure I.4–7: Weilbull probability for BGA failure in thermal cycling, depending on the ball size [29] 

 
Small die 

 

Large die 

Figure I.4–8: Accumulated creep strain in the corner joint over one thermal cycle (0-100°C) [59] 

(c) Effect of as reflowed microstructure  

Numerous studies have shown the complex microstructure observed in the initial state of 

SAC305 [20][60][61]. Due to this stochastic as-soldered microstructure and coupled with the 

highly anisotropic properties of the tin phase, the thermomechanical response of SAC solder 

joints greatly depends on the morphology and crystal orientation of its Sn grains [25][62]. For 

these reasons, early failures may occur unexpectedly and predicting the first failed joint is quite 

difficult [63][64]. Failures may be more or less randomly located and not always at the position 

of highest global strain or distance to neutral point [21][47]. The main challenge is hence to 

predict the position of the first cracked joints using a Finite Elements (FE) model that considers 

initial solder joint microstructure. Some authors already began to study the effect of anisotropy 

of coarse-grained joints by considering microstructure in their creep model [65].  

The reliability of solder joints is affected by Sn grain morphology and orientation. In Ref. 

[60], single-grained solder joints with certain orientations were observed to fail unexpectedly 

early, as compared to multi-grained SnAgCu solder joints. The presence of an interlaced Sn 

grain morphology was correlated with a delay in crack initiation and the degree of interlaced 

tin grain morphology has an impact on the fatigue lifetime of solder joint. Arfaei et al. showed 

that the variation of lifetimes with changes in surface finish in LGA solder joints was directly 

related with these changes in Sn grain morphology for six different surface finishes (Figure I.4–

9 (a)) [66]. Figure I.4–9 (b) highlights that lifetime increase with the percentage of interlacing  

[66]. Solder joints with mixed cyclic and interlaced twin structures may be detrimental for the 
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fatigue lifetime of solder joints . As the interlaced region is supposed to be stiffer, because of 

the larger undercooling resulting in a larger degree of precipitation hardening, it may induce a 

high stress level in the area that is not interlaced where the interparticle spacing is higher. If this 

area also has a critical orientation that maximizes the CTE mismatch to the component, very 

early failures may occur [67].  

 
(a) 

 
(b) 

Figure I.4–9:  (a) Bar charts showing the characteristic lifetimes for BGA and LGA samples 

assembled on six different surface finishes, (b) Plot showing the correlation between the lifetime of 

LGA samples and percentage of interlaced joints [66] 

Several works have pointed out the importance of the c-axis orientation with respect to the 

board surface on the fatigue life of solder joints to area array packages. Bieler et al. observed a 

clear dependence of the thermomechanical response of SAC solder joints on their Sn grain 

orientation. They showed that Sn crystal orientations with very high CTE values (c-axis 

orientation parallel to the substrate) generated a maximal CTE mismatch in shear at the joint 

interface, and had also maximal tensile stress states in the hot part of the thermal cycle [47]. 

Thus, these orientations presented the worst cases and hence the best cases are characterized by 

orientations with low CTE values (c-axis orientation perpendicular to the substrates). Lovberg 

et al. investigated also the anisotropic elasticity and position of a solder joint in a package 

modeled at assembly level and showed the influence of the grain orientations of neighboring 

single grained joints on the stress/strain state on the corner joint (Figure I.4–10) [59][68][69]. 
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Figure I.4–10: Influence of solder grain orientation on stress-strain simulations : inelastic strain energy 

density as a function of c-axis orientation [68] (a),  simulation cases for single-grained solder joint 

orientation in a BGA (b), accumulated creep strain in the corner joint over one thermal cycle (0-

100°C) (c), Von Mises stress  in the corner joint at 100°C and 0°C [59] 

Jiang et al. have gone further in their work by developping grain-scale viscoplastic numerical 

model of polycrystal SAC solder joints. They studied the contribution of grain boundaries to 

the steady-state creep of coarse-grained SAC solder joints. The  maximum creep work 

dissipation is located at the grain boundaries, between crystals 2 and 3 for the three cases when 

models take into the behavior of the grain boundaries (Figure I.4–11(a)). However, on 

simulations which do not reproduce this properties, we find a maximum dissipation at the 

interface between crystal 1 and the upper Cu pad (Figure I.4–11(b)) [48]. 

 

Figure I.4–11: Creep work density dissipated at the end of the fourth cycle in the (a) model with the 

grain boundaries behavior (b) model without the grain boundaries behavior [48]  

 

 

(a)

(b)

(c)

(d)
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There are indeed strong challenges in the modelling of lead-free solder joint fatigue. Other 

studies highlighted the interest of considering solder microstructure evolution in order to 

improve their lifetime prediction [70][71]. Some take into account the continuous evolution of 

IMCs precipitates [72][73] and others focus on the modelling of recrystallization process 

[74][75] (Figure I.4–12). 

 
Figure I.4–12:  Observed and simulated microstructural evolution (recrystallization) through thermal 

cycling (a) and comparison between measured and calculated recrystallized area fractions versus 

number of thermal cycles (b) [74][76] 

I.4.4 Synthesis 

SAC solder joints failure mechanism during thermomechanical fatigue is characterized by 

the generation of inelastic deformations in the highly stressed zone leading to the Ag3Sn 

particles coalescence as well as the formation of a network of recrystallized tin grains preparing 

the favorable intergranular propagation cracks path. This mechanism can be impacted by 

several factors such as the initial microstructure of the patch joints or their geometry. For this 

reason, it is necessary to choose the most representative criterion of SAC solder damage in the 

lifetimes prediction models.  

 

 

 

 

 

 

 

 

 

 

 

  

(a) (b)
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I.5 SAC alloy constitutive models 

Among the various failure modes observed in electronic assemblies, solder joints cracking 

by fatigue mechanisms appears to be the most critical. Determining the lifetimes of an 

electronic assembly in harsh environments therefore requires an evaluation of the stresses and 

mechanical deformations undergone by the interconnection joints during loading cycles.  

 

εt = εe + εp + εvp (I.5-1) 
εt: Total strain  

εe: Elastic strain  

εp: Plastic strain 

εvp: Viscoplastic strain 

The solder joint materials exhibit several types of behavior, depending on the nature of 

applied stress. In order to fully understand the different mechanical contributions involved in 

stresses in solder joints, it is necessary to understand the partition of strains. The total strain is 

divided into an instantaneous elastic part, a plastic time-independent part and a viscoplastic 

contribution directly related to time. The plastic and viscoplastic contributions can be 

rearranged into a single part called "inelastic" 

I.5.1 Ramberg-Osgood elastoplastic model  

Hooke's law and the Ramberg-Osgood model are the most used to describe the non-linear 

elastoplastic behavior of metallic materials. The Ramberg-Osgood model makes it possible to 

describe work hardening during plastic deformations [77]. The stress (σ) - strain (ε) curve of 

the electronic solder materials is characterized by a strong dependence on the temperature (T) 

and the strain rate 𝜀̇ ̇. It is therefore necessary to use a modified model considering these 

parameters. This model is defined by the equation below 

ε(T, ε̇) =  
σ

E
+  α(

σ

σ0(T, ε̇)
)n(T,ε̇) (I.5-2) 

E: Young’s modulus (MPa) 

n: Hardening exponent 

α: Material constant  

σ0: hardening coefficient (MPa) 

I.5.2 Creep models  

In the study of solder mechanics and thermomechanical fatigue, the most used constitutive 

laws are based on viscoplasticity. Solder alloys used in the electronics industry, such as SAC 

alloys, are indeed ductile and have relatively low melting temperatures. For the SAC305 alloy 

subjected to temperatures between -55°C and 125°C, the thermally activated viscoplastic strain 

are predominant. In this case, creep allows the description of the viscoplastic behavior of the 

solder alloys. This phenomenon occurs mainly at high temperature and consists in the 

appearance of plastic strain over time under constant stress. The Figure I.5–1 shows the creep 

curve presented in the work of Dusek et al.[78]. 
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Figure I.5–1: Inelastic creep curve [78] 

Creep is characterized by three different domains: primary, secondary and tertiary. 

𝜀𝑣𝑝 = 𝜀𝐼 + 𝜀𝐼𝐼 + 𝜀𝐼𝐼𝐼 (I.5-3) 

The primary creep 𝜀𝐼 corresponds to a transient state where  strain rate tends towards a 

minimum equal to the constant rate of the secondary creep 𝜀𝐼𝐼 which is characterized by a steady 

flow. Tertiary creep 𝜀𝐼𝐼𝐼 has a fast strain rate and terminates with the rupture of the material, 

hence the development of damage phenomena. When the temperature increases, secondary 

creep occurs more quickly and the tertiary phase will have a greater contribution. Unlike Sn-Pb 

alloys, the study of lead-free alloys shows that primary creep can play a significant role in the 

behavior of materials. Pin et al. worked on the choice of a creep law adapted to make 

simulations of SAC solder joints under thermal cycling. They showed that the use of a creep 

law taking into account the primary creep produced more accurate results [79]. Therefore, it is 

necessary to introduce a model describing both primary and secondary creep. In this section, 

we summarize the viscoplastic models developed for the solder alloys used in electronics. 

 

(a)  Norton model 

The Norton model takes the form of a power law translating perfect viscoplasticity. It 

describes the secondary creep and allows the definition in a simple way of the mechanical 

behavior of the solder alloys. It is commonly used to model the tin-lead alloys behavior because 

it neglects the effect of primary creep. It is nevertheless necessary to note that the SAC solder 

joints are less ductile than tin-lead interconnections and primary creep may be of importance in 

evaluating their mechanical behavior. 
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ε̇II =∑Ai

2

i

(
σ

E
)nie−

Qi
RT 

(I.5-4) 
ε̇II: Secondary creep strain rate (s−1) 

Ai: Materials constants (s−1) 

ni: Viscosity exponents  

Qi: Activation energies (J.mol−1) 

E: Young’s Modulus (MPa) 

R: Gas constant (J.mol−1. K−1) 

T: Temperature (K) 

This model considers two irreversible phenomena of the microstructure that are the vacancy 

diffusion and the movement of dislocations. The first mechanism is activated at lower strain 

rates (lower than10−4 𝑠−1) than those of the second one. 

 

(b) Garofalo model  

The Garofalo's law is among the most used models to describe the stationary solder creep. It 

is based on a hyperbolic sine function [80].  

ε̇II = C[sinh (ασ)] 
n exp (−

Q

RT
)                   (I.5-5) ε̇II: Secondary creep strain rate (s−1) 

A: Material constant (s−1) 

n : Viscosity exponent  

Q: Activation energy (J.mol−1) 

α : Change of slope (MPa−1) 

R: Gas constant (J.mol−1. K−1) 

The Garofalo and Norton laws are identified by monotonous tests, which does not allow 

considering the material hardening. 

(c) Darveaux model 

Studies of lead-free solder joints show the non-negligible effect of transient primary creep 

compared to stationary secondary creep. The Darveaux’s model is part of the models combining 

both secondary and primary creep. Its simple formulation allows the decoupling of the 

mechanisms responsible for transient creep from the stationary part of creep [81][82]. The total 

creep strain is expressed as a function of time: 

εc = εt +
dεs
dt
t 

(I.5-6) 
εt : Transient creep strain 

εs : Stationary creep strain 

 

The transient creep strain is written as : 

εt = εt
s [1 − 𝑒𝑥𝑝(−Kεṡt)] (I.5-7) εt

s, K: Material constants  

The formulation of secondary creep follows the Garofalo’s law (Stationary creep = steady 

state creep = secondary creep).  
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I.5.3 Anand model 

The phenomenon of work hardening corresponds to the strengthening of the material and 

the evolution of the internal stress state  after plastic deformation. The Anand model allows for 

creep to consider the hardening of the material by the introduction of an internal variable [83]. 

The creep rate is written in a form analogous to a monotonous model, such as: 

ε̇c = A[ sinh (ξ
σ

s
) ] 

1

m 𝑒𝑥𝑝 (−
Q

RT
)                (I.5-8) 

ε̇c: Creep strain rate (s−1) 

A: Material constant (s−1) 

m : Viscosity exponent  

Q: Activation energy (J.mol−1) 

ξ : Stress multiplicator  

s : Resistance to deformation (MPa) 

The stress is moderated by an internal variable s representing “the resistance to plastic 

deformation”, i.e the hardening. The law of evolution of this variable is such that: 

ṡ = h0 (1 −
s

s∗
)a ε̇c 

(I.5-9) 
s0: Initial value of s (MPa) 

n: Strain sensitivity exponent 

Ŝ: Strain resistance coefficient (MPa) 

a: Hardening sensitivity exponent 

h0 : Hardening constant (MPa) 

s*: s Equilibrium value in stationary 

state (MPa) 

s∗ = ŝ(
ε̇c
A
𝑒𝑥𝑝 (−

Q

RT
))n 

 

 

(I.5-10) 

The parameters of the Anand’s law A, Q, m, n, a, h0 and s0 can be determined by tests at 

constant strain rate and temperature. The internal variable s depends on the hardening state of 

the material (h0) and therefore characterizes the microstructural state of the alloy.  

I.5.4 Crystal plasticity Model 

Phenomenological models are models commonly used to describe the behavior of material 

at a macroscopic scale. At this scale, the material dimension is large enough to consider the 

behavior of the material as isotropic and homogeneous. However, the solder joints in electronic 

assemblies have very small dimensions at the mesoscopic scale. It is necessary to integrate 

microstructural characteristics into the modeling and the study of the solder joints fatigue. The 

crystal plasticity approach must be introduced to correctly describe the microstructural aspects. 

This approach allows the definition of the micromechanical behavior of a single crystal based 

on crystal plastic deformation. The crystal plasticity is due to the movement of dislocations at 

the microscopic scale of the single crystal or of the grain within polycrystalline materials. Hill 

et al.[84] proposed one of the first models of crystal plasticity which was then formulated for 

digital implantation by Asaro [85]. These models define a relationship between plastic and slip 

deformation in particular crystal planes and in defined directions and make it possible to link 

important local characteristics of the microstructure to the effective behavior of the material at 

the mesoscopic scale. 
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For high strains, the total strain 𝜀𝑡𝑜𝑡𝑎𝑙 in the theory of crystal plasticity can be decomposed 

into an elastic contribution 𝜀𝑒 and a plastic contribution 𝜀𝑝 :  

εtotal = εe + εp (I.5-11) 

The elastic behavior is defined by Hooke's law, while the plastic behavior explains the effect of 

sliding systems by the following equation: 

εp = ∑ sα
N

α=1

γp
α 

(I.5-12) 
N: Number of sliding systems 

α: Slip system 

γp
α: Slip tensor 

sα: Schmid tensor 

In order to better understand the theory of crystal plasticity, it is necessary to introduce a 

detailed formulation of this approach. Asaro proposed a conventional formulation of the 

kinetics of crystal strain where he decomposed the gradient of total strain into 2 parts as it is 

shown in the equation below:  

F =  Fe. Fp 

 

 

(I.5-13) 
F: Total strain gradient 

Fe:  Tensor of the gradient of elastic 

strain due to the elastic strain and 

the network rotation 

Fp: Local plastic strain Tensor 

Figure I.5–2 represents the multiplicative decomposition of the transformation gradient. 

 

 

 

Figure I.5–2: Multiplicative decomposition of the gradient of transformation [85] 

The rate gradient tensor (𝐿) is related to the strain gradient by: 

L =  F .̇  F−1 = Le + Lp = Ḟe. ̇ (Fe)−1 + Fe. ((Ḟp). ((Fp)−1). ((Fe)−1) 

 

(I.5-14) 
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The plastic part of the rate gradient (𝐿𝑝) can be linked to the rates of plastic slip 𝛾�̇�
𝛼

 on the 

slip system α by the Schmid’s law: 

Lp =∑γṗ
α

α

mα⨂ 𝑛α 
(I.5-15) 

Where m and n are vectors indicating the slip direction and the normal to the slip plane of the 

system α, respectively.  

The resolved split on the slip system α is given by: 

τα = T ∶ (mα⨂ 𝑛α) (I.5-16) 

Where 𝑇 is Cauchy stress tensor. 

In a given slip system, a viscoplatic power law can describe the flow, and link 𝛾�̇�
𝛼

 and the 

resolved split 𝜏𝛼: 

γ̇α = γ̇0
α |
τα

sα
|

1
m⁄

sign(τα) 
(I.5-17) 

Where �̇�0
𝛼 is the reference constant strain rate, m is strain rate sensitivity parameter and 𝑠𝛼  is 

the internal variable which characterizes the evolution of the critical resolved split under 

hardening for each slip system. The hardening law is written as: 

ṡα =∑hαβ
N

β=1

γ̇β 

(I.5-18 

With hαβ = {
(α = β),     h(γ) = h0. sec h² |

h0.γ

τs−τ0
|

(α ≠ β), qhαα
 

(I.5-19) 

ℎ𝛼𝛽  representing the self-hardening modulus and latent hardening modulus, respectively. 

The parameters ℎ0, 𝜏0, 𝜏𝑠 𝑒𝑡 𝑞 are the initial hardening modulus, the critical split, the saturation 

split and the latent hardening coefficient, respectively. 

The cumulated plastic slip on all slip systems is written:  

γ =  ∑ ∫ |γ̇α|
t

0α  dt                                                 (I.5-20) 

In order to link 𝐹𝑒 to the stress, the stress-elastic strain relation is defined below: 

Te = C Ee      (I.5-21) 

with Ee = 
1

2
(FeTFe − 1) 

(I.5-22) 

Where 𝑇𝑒 is the stress combined to the elastic strain tensor (Cauchy-Green elastic stress 

tensor) 𝐸𝑒 and C is the 4th order elasticity tensor. The Cauchy stress tensor 𝑇 is related to 𝑇𝑒 

by the following relation: 
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T = (de𝑡𝐹)−1FeTeFeT (I.5-23) 

I.5.5 Synthesis 

The characterization of the SAC alloy behavior is an essential step for the study of the 

durability of electronic packaging. The mechanical stresses undergone by an electronic 

assembly can be of thermal or mechanical origin, with or without coupling between the two. 

The establishment of an appropriate SAC constitutive law is important to take into account all 

types of loading applied to the solder joints during their mission profile. 
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I.6  Context and objectives of the thesis 

Estimating the lifetime of on-board electronic assemblies in  aeronautical or automotive 

applications is essential for their good functioning in real conditions of use. This equipment 

must indeed be able to perform a required function, under given environmental conditions and 

for a given time period. This level of reliability is therefore a function of the life profile of each 

product and it is important to clearly identify the main constraints to which the various 

assemblies are subjected in order to carry out the appropriate qualification tests.  

Results of a statistical study carried out as part of the US Air Force Integrity Program show 

that more than half of the electronic failures observed are due to temperature variations [86]. 

The evaluation of the thermomechanical behavior of the constituent materials of the assemblies 

represents therefore an essential step to guarantee the correct sizing of on-board electronic 

equipment and their reliability in real conditions of use. 

As mentioned earlier, the electronics industry has been using lead-free solder alloys since 

the banning of lead by the ROHS directives. However, their insertion remains hampered by the 

lack of understanding of the early failures causes and the uncertainty in the prediction of the 

solder joints reliability.  

The approach based on fracture physics, which consists in identifying the modes (effect by 

which the failure is identified) and mechanisms (physical processes leading to the failure) of 

failure by associating them with specific causes, is recommended for the study of the SAC 

alloy. This is mainly due to the complexity of its initial microstructure which is very dynamic 

during the use of the assembly. Neglecting the role of the microstructure of the SAC solder 

joints leads to false estimates of solder joint life expectancy. The impact of tin grain properties 

(statistical distribution, orientation) on failure modes (ductile, brittle, intergranular, 

transgranular crack) is crucial to progress in this field.  

Establishing the link between the microstructural characteristics of the SAC alloy and its 

behavior under thermomechanical fatigue is the ultimate goal of this work, according to the 

physical approach to failure. Several studies well explained SAC solder joints failure 

mechanism during thermomechanical fatigue [46][54][53][63]. It is characterized by the 

generation of inelastic deformations in the highly stressed zone leading to the Ag3Sn particles 

coalescence as well as the formation of a network of recrystallized tin grains preparing the 

favorable intergranular propagation cracks path. In these works, they are often interested in the 

crack propagation phase. However, the link between the SAC alloy microstructural evolution 

and the crack nucleation phase is not yet well defined until now. Quantitative analysis of the 

microstructural state triggering crack propagation has also not been revealed. Taking into 

account quantitative indicators of microstructural damage in prediction models seems to be 

necessary to ameliorate the accuracy of results. Thus, a better understanding of SAC 

microstructure degradation is required to progress in the reliability study of lead-free assemblies 

under thermomechanical fatigue.  

A new approach is hence developed in order to evaluate the microstructure effect on the 

SAC solder joints life service. The solder joint anisotropy and the microstructure evolution were 
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taken into account for failure analysis and finite element modelling of Pb-free assemblies under 

thermomechanical fatigue SAC solder to identify microstructural damage criteria that can be 

exploited in lifetime prediction models. Microstructural analysis has also been used for the 

assessment of other factors influencing the thermomechanical performance of the electronic 

assemblies such as the solder geometry and its position in the package. 

 The next chapter present in more detail the thesis approach with all the tests and techniques 

necessary to meet the objectives of the thesis. 
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Chapter II. Research methodology   
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II.1 Introduction  

General context of the study and thesis objectives have been described in the previous 

chapter. The temperature variations are the main cause of electronic products failure.   

Knowledge of fatigue failure mechanism for SAC solder joints are thus required to guarantee 

reliability, predict failure with simulation, and define acceleration factors.   

This chapter describes in detail the thesis approach, the aging tests and the methods of 

analysis with the equipment used. Different test vehicles (TV) composed of several types of 

components are thus considered. The assembled components are chosen such that they cover 

several solder joint geometries encountered on real electronic boards. Accelerated thermal 

cycling test campaign has been carried out to generate a significant number of lifetime results 

as well as an in-depth microstructural study of the SAC solder joints. The objective is to set up 

a test which will allow the parallel study of the microstructural evolution and the lifetimes 

analysis. 

 A set of preliminary simulations will be also presented to predict the behavior of the various 

studied electronic components and to determine the various factors that may have an effect on 

the response of the solder alloy.  
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II.2 Thesis approach  

The evaluation of the durability of electronic assemblies assumes an ability to reproduce 

conditions as close as possible to real conditions of use. Accelerated tests are recommended by 

the standards to make the link between the mission profile of on-board equipment and the 

estimation of its lifetimes. This type of test aims to reproduce the life profile of an electronic 

assembly while minimizing the cost generated by the test time. These tests must then be 

correlated to the thermomechanical behavior of the solder alloy in order to identify a 

dimensioning criterion allowing the development of a corresponding fatigue model. The 

representativeness of the prediction model therefore depends on the precision of the fatigue 

criterion, whether it is represented by an equivalent deformation in the case of vibration stresses 

or energy in the thermomechanical case. In the literature, the identification of this criterion is 

always done without taking into account the effect of the microstructure of the SAC solder 

joints. The metrics are always extracted from the modeling at the solder joints scale. However, 

it has been well explained that the initial microstructure as well as its evolution during 

accelerated tests has a significant effect on the behavior of solder joints. It is therefore a question 

of identifying and calculating a relevant fatigue criterion based on the microstructural damage 

of the solder joints.  

Figure II.2–1 schematically presents the organization and the main thesis objectives to reach. 

The fatigue of the SAC alloy is first studied through an accelerated test campaign allowing the 

microstructural characterization of the SAC solder joint as well as the analysis of their life 

service. A link between the measured lifetime and the microstructural state of the solder joints 

will be established. Microstructural indicators will be then identified to be implemented in 

numerical simulations and to define a fatigue criterion representative of the microstructural 

damage of SAC solder joints. Other factors that can affect the reliability of electronic 

components such as the location of solder joints in the assembly matrix will be investigated. 

The multi scale modeling will be also used to evaluate the impact of some indicators that cannot 

be studied by experimental characterization. 
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Figure II.2–1: Diagram of the general organization of the thesis with the main objectives 
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II.3 Experimental approach 

II.3.1 Test vehicles and components  

The design of the test boards were chosen to: 

− Cover the widest field of our partners’ applications 

− Evaluate the influence of different factors that can have an impact on the durability 

of SAC solder joints thermomechanical fatigue 

− Study the link between the microstructural evolution (kinetics of tin grain 

recrystallization and Ag3Sn coarsening) and the average lifetimes calculated from 

the failures detection 

The elements of the assembly: component, solder and PCB are indeed among factors 

influencing the life of the electronic assembly. Three types of components were thus considered 

throughout the thesis work according to their dimensions, their constituent materials and their 

type of interconnection. They have different geometries and CTE values and thus make it 

possible to cover a wide range of service life. 

− CABGA288 (Amkor), 19 x 19 mm body, SAC305 solder balls, 0.48 mm ball diameter, 

0.8 mm pitch, solder pads had ENIG finish 

− QFN68 (Amkor), 10 x 10 mm body, 0.5 mm pitch, tin finish 

− R1206 (Practical Components), 3.2 x 1.6 mm, tin finish on nickel. 

The BGA and QFN are dummy but they contain a silicon die (12 x 12 mm for the BGA, 4.5 

x 4.5 mm for the QFN).The substrate is a 160×144 mm, 1.6 mm thick multi-layered (four 

ground copper planes) FR-4 printed circuit board. The characteristics of the FR-4 are given by 

the manufacturer's data sheet (Table II.3–1). Some were compared with experimental 

measurements in TMA (thermomechanical analysis) and DMA (dynamic mechanical analysis) 

carried out in the Continental laboratory. The board had Electroless Nickel Immersion Gold 

(ENIG) surface finish on non-solder mask defined (NSMD) pads. 

Two batches of test vehicles were designed to meet the different objectives of the study. The 

test boards have voluntarily common points for comparative purposes.  

The first lot of boards (B_ROBUSTESSE) was performed with the aim of studying the effect 

of test condition on the thermomechanical fatigue of SAC solder joints. This aspect was studied 

only on the BGA components (Figure II.3–1 (a)).  

 The boards of the second batch (B_FELINE) allowed us to make the link between the 

different steps of microstructural evolution during thermal cycling and the measured lifetimes 

of solder joints. These boards contains BGA, QFN and R1206 components and was also useful 

for the study of the effect of the geometry, the position and the initial microstructure of solder 

joints (Figure II.3–1 (b)).  
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SAC solder paste was used to assemble components using the Continental Automotive 

prototype line with a time above liquidus of 75 s, peak temperature of 245°C, and a cooling rate 

of 3°C/s (Figure II.3–2). The alloy in the paste is composed of 95.75% Sn, 3.5% Ag and 0.75% 

Cu. Its composition is very close to the SAC305 consequently we will call it along this work 

by the SAC305. 

Table II.3–1: PCB materials properties 

Materials properties  FR-4 IS400 TMA/DMA 

Tg (°C) ≥ 150 170 

CTE en ppm/K 

up to 150°C: 

13 according to (x,y) 

40 according to z 

 up to120°C: 

16.7 according to x ;  

12.5 according to y. 

40.1 according to z 

Young Modulus (GPa) 

 

<Tg 

25,25 according to (x,y) 

22,95 according to z 

> Tg 

25-30 according to (x,y)  

20-25 according to z 

 

         
                                                     (a)                                                                      (b) 

Figure II.3–1: Test vehicles used to study the thermomechanical fatigue of solder joints, (a) 

B_ROBUSTESSE, (b) B_FELINE 

 
Figure II.3–2: Reflow profile applied for board assembly at partner Continental 
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II.3.2 Test conditions and plan 

The IPC 9701 test and qualification standard recommends an isothermal 

preconditioning (e.g. 24h at 100°C) before fatigue testing in order to simulate a use period and 

accelerate thermal aging-related processes (microstructure stabilization). It has also been shown 

that a prior annealing promotes recrystallization during isothermal cyclic loading. It means that 

a certain amount of precipitates coalescence and spacing is necessary for recrystallization to 

take place as it usually does in thermal cycling. In contrast, excessive pre-aging tends to inhibit 

recrystallization during thermomechanical cycling. This justifies our choice of setting up a 

controlled test sequence in two steps. 

A pre-aging was first performed that induces the microstructural effects (IMC coarsening 

and spacing) associated to an extended thermal excursion. Two temperatures (100°C, 150°C) 

and three durations (100h, 500h, and 1000h) were investigated. Some cards have not been 

stored and remained on their state after reflow soldering (a condition called "pre-aging at 

20°C"). Then thermal cycling was applied which generates the strains in solder joints, as well 

as the strain-enhanced microstructural evolution (recrystallization and IMC coarsening) that 

leads to failure.  

As part of this thesis work, two thermal cycles were also considered according to the TC4 

and TC5 test conditions of the IPC-9701[87]. For each of them, the temperature rise and fall 

rates are set at 10°C.min-1. Two temperature amplitudes are tested with a dwell time of 15 

minutes. The effect of pre-aging is sought in the lifetime analysis and in the microstructural 

evolution characterization of the solder joints over the accelerated tests. To meet the different 

objectives of the project, some cards are cycled until the failure of the daisy-chains of all the 

components. The others are sampled on dates which are defined at the start of the test.  

 Only boards pre-aged at room temperature and at 100°C and which have undergone cycling 

between -55°C and 125°C are used for analysis of microstructural evolution. A successive 

sampling of boards was performed until the optical observation of the first total cracks in each 

type of component. The sampling intervals were adjusted according to the first microstructural 

analysis results (Table II.3–2). Studies have shown that microstructural degradation as well as 

crack initiation begin at a low percentage of the lifetime of the assemblies [88]. For this reason, 

the timing of the first samplings were set based on the estimated average lifetime of the different 

components under the same accelerated test conditions.  
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II.3.3 In situ electrical monitoring apparatus      

The components and PCB each have daisy-chains allowing the electrical monitoring of the 

interconnect joints during thermal cycles. Lifetime results can thus be obtained by connecting 

test vehicles to a Keysight 34980A data logger acquisition unit by 4-point measuring of the 

electrical resistance of the different daisy-chains (Figure II.3–3). 

The B_ROBUSTESSE design included two daisy-chains per BGA package: a short one (48 

solder joints) and a long one 240 solder joints (Figure II.3–4 (a)). The idea was to investigate 

the effect of the number of joints on the electrical resistance increase with time and the 

measured time to failure. 

The B_FELINE test vehicles contains three daisy-chains per BGA: the outer ring (84 joints), 

the internal ring (60 joints), and a double intermediate ring (144 joints). The BGA footprint and 

routing are shown in Figure II.3–4 (b) and Figure II.3–5. The objective here was to study the 

position effect of SAC interconnections and predict the location of the first failure.  The solder 

joints of a QFN component are linked together to form one daisy-chain (68 joints) as presented 

in Figure II.3–4 (c). For R1206, each group of four components are connected in parallel (Figure 

II.3–4 (d)). 

    Sampling for microstuctural analysis     Failure detection                       

 

   

 

Data logger center 

Thermal chamber  

Figure II.3–3: Experimental device set up allowing the successive sampling of the boards as well as 

the measurement of the lifetime of the assemblies under thermomechanical fatigue 

Table II.3–2: Test plan for microstructural analysis 

Pre-aging 20°C 500h at 100°C 

Thermal cycling [-55 ; 125]°C 

Boards withdrawal time 

(cycles) 

135, 225, 360, 500, 700, 1000,1300, 1500, 1700, 2000, 

2300, 2500, 2700, 3000, 3500 
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(a) (b) (c) (d) 

Figure II.3–4:  Footprint of the (a, b) BGA, (c) QFN and (d) R1206 components 

 
Figure II.3–5: BGA footprint and routing – position of the vias under the component and view of the 

three daisy-chains in the corner of the component 

II.3.4 Microstructural characterization  

The board samples are monitored by an optical analysis of different solder joints after cross-

sectioning in order to detect cracking as well as the degradation mechanism features. For each 

board taken out during thermal cycling, a certain number of test components were cut out from 

the board then cross-sectioned. After that, specimens were encapsulated and subsequently 

polished. The sample preparation procedure involved mechanical grinding with several SiC 

papers from grade P80 progressively up to P1200 in order to reach the interest area. A final 

polishing step is then followed using diamond suspensions. A slight chemical etching at the end 

of the polishing was applied for the revealing of the microstructure. All finishing steps and  the 

polisher used for the sample preparation are shown in Figure II.3–6 . 
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A metallographic investigation was then conducted using white/polarized light microscopy 

and Scanning Electron Microscopy (SEM) observations along with Electron Back Scattered 

Diffraction (EBSD) analysis. For optical microscopy, a Zeiss Axio Observer optical microscope 

equipped with a polarizer was used. 

At each sampling, several components were observed under the optical microscope. The 

comparison of the different solder joints at the same level of cycling with white and polarized 

light allowed us to choose the most critical cases to deepen the microstructural characterization 

by EBSD. A description of the number of solder joints observed by Optical Microscopy (OM) 

and analyzed in EBSD for each board taken during thermal cycling is shown in Figure II.3–7. 

 

 

 

(a) 

Diamond 

suspension 

(µm) 

Head and 

plateau 

rotation 

 (Rpm) 

Applied 

force  

(daN) 

Duration 

(min) 

9 120 2.5 5 

6 120 2.5 5 

3 120 2.5 5 

1 100 2.5 5 

¼ 100 2.5 5 

OPS (Oxide 

Polishing 

Suspension) 

100 0.5 0.5 

(b) 

   Figure II.3–6: (a) Polisher used during sample preparation (b) Finishing steps applied to reveal the 

microstructure 
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BGA288 

 

 

 

 

 

QFN68 

 

 

 

 

 

R1206 

 

 

 

Figure II.3–7: Description of the number of solder joints observed and analyzed in EBSD for each 

board taken during thermal cycling 

EBSD analysis is a technique that allows the study of the microstructural state of a crystalline 

material. Such an analysis makes it possible to generate several types of information: 

− Granulometry (grain size and morphology) 

− Crystalline orientations and the material texture  

− Crystalline phases 

− Local disorientation (internal stress distribution) 

It was performed using a Zeiss Supra 55 VP SEM equipped with a detector which records 

the diffraction images formed during the interaction between the electrons emitted by the SEM 

column and the crystal lattice of the specimen. EBSD data were then post-processed using the 

Aztec and Channel 5 softwares from Oxford Instruments to reproduce all data in the form of 

maps. 

When the incident electron beam interacts with the surface of the material, a portion collides 

with the nuclei of the atoms in the sample and is returned in a direction close to that of the 

incident beam. These electrons constitute the backscattered beam. Among the backscattered 

electrons, some will diffract on the crystalline planes of the sample by following Bragg's law: 

𝑛𝜆 = 2𝑑 ∙ 𝑠𝑖𝑛(𝜃) 
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The electrons diffract on a crystalline plane forming two very open cones whose projection 

on a phosphor screen appears as a band called the Kikuchi band (Figure II.3–8). The set of 

bands formed on the screen constitutes the diffraction image representative of the geometry of 

the crystal lattice, its orientation and its elastic deformation. 

      

 

 

 

 

Kikuchi band 

Figure II.3–8: Principle of EBSD technique [89] 

The EDS detector is used to determine the nature of chemical elements that are in interaction 

with the electrons.  Coupled to the EBSD, it makes possible the identification of the nature of 

the observed crystal phases with high precision. 

EBSD analysis began on entire QFN and R1206 solder joints and multiple BGA joints at 

once. This first step consisted in collecting as much information as possible on the location and 

progress of microstructural evolution phenomena. It was then supplemented by high 

magnification analyzes in the region of high strain and cracking which allowed us to permit a 

quantitative study of different microstructural features (β-Sn grain size and crystallographic 

orientation, grain boundary misorientation as well as Ag3Sn IMC size) at different stages of the 

thermal cycling. 

A correlation between the failure detection data and the microstructural analyzes were  

carried out at the end in order to establish the link between the solder fatigue lifetime and the 

failure mechanisms steps. The following figure schematically summarizes the approach 

considered for the study of the microstructural evolution of interconnections during thermal 

cycles (Figure II.3–9). 
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Figure II.3–9: Procedure for evaluating the microstructural evolution of SAC305 interconnections 

II.3.5 Synthesis  

The experimental approach considered for the study of the reliability of electronic 

assemblies in thermomechanical fatigue is detailed in this paragraph. An accelerated thermal 

cycling campaign was carried out in order to determine the link between each step of the 

microstructural evolution and the lifetimes of the SAC solder joints. Two thermal cycles have 

been selected according to the TC4 (-55°C/125°C) and TC5 (-55°C/100°C) test conditions of 

the IPC-9701. An isothermal pre-aging was also performed to get closer to real conditions of 

use. Two temperatures (100°C, 150°C) and three durations (100h, 500h, and 1000h) were 

investigated. Other test boards have not been stored and remained on their as-reflowed state (a 

condition called "pre-aging at 20°C"). Three types of components, BGA, QFN and R1206 will 

be studied. The in situ electrical monitoring coupled to the microstructural characterization 

through the optical microscopy and the EBSD technique will allow the investigation of the SAC 

solder joints damage under thermal cycling.  
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II.4 Preliminary numerical simulations 

Before launching the test campaign, a set of finite element simulations was carried out in 

order to qualitatively predict the mechanical behavior of the components considered. Different 

factors may have an impact on the behavior of the SAC solder joint during accelerated thermal 

cycling. The design and the materials properties of the assembly as well as the as-reflowed 

microstructure of the SAC solder joints seem to be the most predominant for the study of 

thermomechanical fatigue of lead-free assemblies.  

The setup of this simulation flow is a primary task to overcome before fatigue 

characterization as durability of solder joint depends on geometrical and differential stress of a 

stack up. The ultimate objective resides in normalizing the lifetime of a solder joint regarding 

its stress state. 

II.4.1 Modeling at the scale of the Board    

(a) Description of the model 

To anticipate the mechanical behavior of the different studied components, a global model 

of the board was reproduced. The dimensions are those of the substrate and the components 

considered for the manufacture of the test vehicle (B_FELINE). This design was chosen for 

this study since it allows the study of several types of components 

Due to the symmetry of the test vehicle, only a quarter was considered. It is also important 

to note that a simplified geometry has been modeled to reproduce the role of solder joint for 

each type of package. Figure II.4–1 shows the global model used for evaluating the test vehicle 

behavior.  

Simulations were based on simple elastic models on ABAQUS software. Table II.4–1 

summarizes the different materials properties of each part of the assembly. The considered 

solder alloy was the SAC305.  

The boundary conditions are determined by two symmetry planes. A fixed point was applied 

at the lower face of the substrate center. A tie constraint condition was chosen to ensure the 

connection between the different assembly parts. This type of constraint allows fusing together 

two regions with different meshes on the surfaces. A temperature drop from the reflow point 

(230°C) to the ambient (25°C) followed by one thermal cycle (-55/125°C) has been applied on 

the model.  

The model was optimized, mainly by refining the mesh of the PCB in the component 

assembly areas. The elements used for this analysis are the C3D8R elements.  It is a general 

purpose linear brick element, with one reduced integration point.  
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Table II.4–1: Mechanical properties of assembly materials [90] 

Materials 

properties 
PCB R1206 QFN BGA SAC305 

Young 

Modulus E 

(GPA) 

22(x,z) 

10(y) 

 

280 

 

19 
10, 25<T<165°C 

1, 175<T<230°C 

50, 50°C 

45, 125°C 

0.1, 230°C 

CTE 

(ppm°/C) 

18 (x,z) 

70 (y) 
6.8 

25 (x,y) 

35 (z) 

14, 25<T<165°C 

68, 175<T<230°C 
22 

Poisson ratio 

ѵ 

0.28 (xy,zy) 

0.11(xz) 
0.23 0.27 0.22 0.35 

 

 
(a) 

 
(b)                       (c) (d) 

Figure II.4–1: Model of PCB board with three types of components with different solder geometries 

(b) BGA (c) QFN and (d) passive component 
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(b) Comparison between the SAC solder stress states in the BGA, QFN and chip resistor 

components  

As the test vehicle is subjected to thermal cycles, the solder balls are mainly stressed in shear. 

Figure II.4–2 shows that BGA component seems to be the most stressed region compared to 

the QFN and the passive packages. However, the Von Mises stress distribution validates that 

the SAC solder alloy represents the most critical part in the test board. The Maximum value of 

the Von Mises stress was measured on the solder joints of the passive component. The second 

most strain solder joints are those of BGA component. The solder alloy of the QFN component 

has the lowest level of stress. These results assume that the solder joints of the R1206 

component will present the first failures during the accelerated thermal cycling, then the BGA 

and finally the QFN. 

 
(a) 

          

 
(b) 

Figure II.4–2: Distribution of the Von Mises stress (MPa) at 125°C (a) board level (b) SAC alloy level  
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(c) Effect of the component position  

The effect of the component position was also studied using this simplified model. A second 

configuration was simulated. It was defined by modifying the symmetry planes near the QFN 

component side (red and green plans shown in Figure II.4–5).  Results show the same Von 

Mises stress distribution on the SAC alloy level of the different studied components. Table II.4–

2 validates that the interconnections of the R1206 components remains the most strain 

geometries compared to the BGA and the QFN. We can conclude that the two configurations 

present the same thermomechanical behavior. 

 

(a) 

 

 

  (b) 

Figure II.4–3: Two different board designs (a) BGA component in the center (b) QFN component in 

the center 

Table II.4–2: Maximum Von Mises stress in the different studied components  

Configuration  𝝈𝑽𝑴 𝑩𝑮𝑨,(Mpa)  𝝈𝑽𝑴 𝑸𝑭𝑵(Mpa)  𝝈𝑽𝑴 𝑹(Mpa) 

(a) 326 180 378 

(b) 324 167 383 

 

II.4.2 Impact of the tin grain anisotropy on thermomechanical behavior of Lead-Free 

Solder Joints 

Due to the complex as-reflowed microstructure coupled with the highly anisotropic 

properties of the tin phase, the mechanical properties of solder joints are strongly anisotropic 

and will affect their reliability under thermal loading. For these reasons, predicting the first 

failed joint is quite difficult. It may be more or less randomly located and not always at the 

position of highest global strain or distance to neutral point [21].  

Many elements need to be considered in a model to predict the lifetime of lead-free 

solder joints in field conditions. To investigate the effects of anisotropy of coarse-grained joints, 

some authors already considered the microstructure in their models [91] ; Lovberg et al. showed 

the influence of the grain orientations of neighboring single grained joints on the stress/strain 

state on the corner joint [92].  
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(a) 

 
(b) 

Figure II.4–4: Simplified BGA model used for studying the effect of the crystalline orientations and 

morphologies of SAC solder joints (a) square blocks of SAC, (b) considered SAC blocks orientations  

In this part, the influence of different combinations of single-grained joints and poly-grained 

joints on the stress state of the solder joints in a BGA is investigated by simulations. A 

simplified BGA model with anisotropic properties was set up to simulate thermomechanical 

loads. Orientations and morphologies of the solder joints are parameterized with several 

configurations taking into account three tin orientations and two morphologies (single-grain, 

polygrains). In this model SAC interconnections were represented by square blocks (Figure 

II.4–4 (a)).  

The three considered orientations are shown in Figure II.4–4 (b) and characterized by:  

− A c-axis parallel to the substrate ( red orientation ) 

− A c-axis perpendicular to the substrate (yellow orientation) 

− A c-axis making a 45° to substrate (green orientation) 

The anisotropic elasticity of the solder alloy was implemented in ABAQUS through the 

elastic coefficient matrix in stiffness. The PCB and the BGA were considered as linear elastic 

materials. 

(a) Impact of the tin crystalline orientation  

On this section, we considered that each solder block has one crystalline orientations. This 

is representative of the macro-grained morphology with a single tin crystalline orientation 

(single grain). We aim to have preliminary leads for the study of the effect of crystalline 

orientation on the thermomechanical behavior of SAC solder joints.   
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(a) 

 

 

 

(b) 

 

 

 

(c) 

 

 

 

 

 

(d) 

 

 

 

                                            (e) 

 

 

 

Figure II.4–5: Impact of the tin grain orientation on the Von Mises stress state of the SAC solder block 

(a) all solder blocks having a c-axis perpendicular to the substrate (b) all solder blocks having a c-axis 

parallel to the substrate, (c, d) one solder having a different orientation compared to its neighbors, (e) 

two solder joints with two different orientations compared to the others solder joints    

We started first by implementing the same orientation for all the solder blocks. Results show 

that the stress level depend on the tin grain orientation. Red and yellow orientation presents the 

highest and the lowest Von Mises stress value respectively (Figure II.4–5 (a) and Figure II.4–5 

(b)). We can also see that the stress distribution depends on the position and orientation of the 

solder block.  

Then, we only changed the orientation of a single block and the others kept the same 

crystalline orientations. The objective here is to study the effect of crystal orientation on the 

position of the most stressed solder joint.  Figure II.4–5 (c) and Figure II.4–5 (d) emphasize 

that there is one particular orientation which is more detrimental than the other ones.  We can 

clearly observe that the highest strain block has the red orientation and it is not the one under 

the component corner. That is, the crystalline orientation has an effect on the location of the 

failure in the package. 
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On the other hand, having of combination blocks with different orientation seems to increase 

the maximum value of the Von Mises stress. The highest level of stress was calculated when 

we implemented three different orientations (Figure II.4–5 (e)). Results show also that the 

presence of different orientations make more difficult to localize the position of the highest 

stressed joint 

(b) Tin grain morphology  

Solder joints can have also the poly grained morphology characterized by the presence of 

few tin grain with different crystalline orientations The idea is to understand the effect of 

polygrains structure on the behavior of the SAC solder joint. In this part, the corner solder block 

has been divided into two or three partitions and each partition has a different orientation. Three 

configurations are presented here to illustrate the effect to have several tin grains in a solder 

joint (Figure II.4–6).  

 

 

(a) 

 

 

 

(b) 

 

 

(c) 

 

 

Figure II.4–6: Effect of the polygrained morphology of the corner solder joints under thermal cycling, 

(a, b) corner solder having two crystalline orientations (c) corner solder having three crystalline 

orientations 
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The presence of two or more different orientations in the solder block generates a 

discontinuity in the Von Mises stress distribution. This discontinuity can be a weak point 

leading to early solder joint failure 

Unfortunately, the model used in this study is oversimplified. It does not make it possible to 

determine the most critical morphology between the single grained or polygrained structures. 

However, it highlights the need to take into account the as reflowed tin grain microstructure in 

the reliability study of solder joints under thermomechanical fatigue. 

II.4.3 Synthesis  

Preliminary simulations have been carried out to anticipate the thermomechanical behavior 

of the test board and the different factors that must be considered in the study of the reliability 

of SAC solder joints. Results show that solder joints in the passive components are the most 

stressed next in the BGAs and finally in the QFNs. It is therefore assumed that the durability of 

the R1206 component will be the lowest and that the QFN package will present the longest 

lifetime. On the hand, taking into account the as-reflowed microstructure in simplified FE 

models reveals its impact on the thermochemical behavior of SAC solder joints. The stress 

distribution in a SAC solder joint depends on its crystalline orientation and morphology. The 

microstructure seems to have an effect on the location of critical joints in the package. Some 

orientations/morphologies may be detrimental for the reliability of SAC solder joints under 

thermal cycling. 
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II.5 Conclusion 

The microstructure of solder joints appears to play an important role in the behavior of 

electronic assemblies. In this chapter, all the experiments allowing studying this aspect and 

carried out during this thesis have been described in detail. 

Three types of components (BGA288, QFN68 and R1206) have been chosen with different 

solder geometries and to cover a different range of durability. Isothermal storage followed by 

thermal cycling is the accelerated aging test considered to study the thermomechanical 

reliability of SAC solder joints. For the isothermal aging two temperatures (100°C, 150°C) and 

three durations (100h, 500h, and 1000h) were investigated. Some boards have not been stored 

and remained on their as-reflowed state (a condition called "pre-aging at 20°C"). Two thermal 

cycles were also considered according to the TC4 and TC5 test conditions of the IPC-9701. 

Traditionally thermal cycling tests are performed to determine the number of cycles to fail; 

then a microstructural analysis on the failing components is done to study the phenomena 

leading to the failure. In this study. Failure detection by electrical monitoring and 

microstructural analysis of components were carried out in parallel with the aim of defining the 

link between solder fatigue lifetime and the failure mechanism steps. 

The physical approach to failure, which requires an in-depth study and a good understanding 

of the failure mechanisms active in the joints of a given component and for particular 

conditions, is gaining ground and is strongly recommended by researchers. This is mainly due 

to the complexity of SAC solder materials which exhibit a very dynamic microstructure 

Along the test, a successive sampling plan was performed to characterize failure kinetics of 

lead-free solder joints under accelerated thermal cycles. The board samples are followed by an 

optical analysis of different solder joints in order to detect cracking as well as the degradation 

mechanism features. The comparison of the different joints at the same level of cycling with 

bright and polarized light allowed us to choose the most representative cases to deepen the 

microstructural characterization by EBSD analysis. The main objective is to study 

microstructural features evolution of SAC305 solder joints as β-Sn grain size and 

crystallographic orientation, grain boundary angles and the size of Ag3Sn intermetallic 

compound (IMC).  

Preliminary finite element simulations was also carried out in order to qualitatively predict 

the test board behavior during the ATC and anticipate the test vehicle behavior under the ATC 

and the effect of the SAC microstructure on thermomechanical solder joints response. 

Simulations show that the R1206 component seems to be the first to fail compared to the QFN 

and BGA packages. They also highlighted the need to consider the as-reflowed microstructure 

to provide FE models allowing an accurate prediction of the location of critical solder joints.  

The next chapter will focus on the detailed description of the failure mechanism of solder 

joints in thermomechanical fatigue. In fact, this work is necessary to understand the effect of 

microstructural evolution in SAC solder joint cracking and to allow then the establishment of 

direct link at each stage of the microstructure changes and the solder joints lifetimes. 
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III.1 Introduction  

 Thermomechanical fatigue rupture of SAC solder joints induced during temperature 

gradients is the main cause of electronic assembly failures. Interconnections microstructure 

evolves considerably throughout thermal cycles. The gradual change in the properties of the 

lead-free alloy initial microstructure is responsible for solder joints performance loss. 

Thermomechanical fatigue of lead-free solder joints is always associated with intergranular 

cracking. When a lead-free solder joint is exposed to thermal cycling, viscoplastic strains are 

possibly generated leading to the formation of new β-Sn grains characteristic of the 

recrystallization phenomenon. A recovery process takes place prior to recrystallization where 

the stored energy can be released by forming low angle grain boundaries (<15°) [4]. As high 

strains develop in the solder joints, the created dislocations annihilate and rearrange to form 

sub-grain boundaries (dislocation walls). These dislocation cells (sub-grains) can then grow due 

to thermally activated and strain-enhanced Ag3Sn coalescence, decreasing their surface energy, 

and rotate to create a network of higher angle grain boundaries leading to recrystallized β-Sn 

grains. This network represents a high stressed area that provides favorable intergranular crack 

propagation paths until failure. As it appears that recrystallization and Ag3Sn is the primary 

damaging process involved in thermomechanical fatigue of SAC solder joints, each step leading 

to the creation of recrystallized grains, and possibly solder crack, should be fully understood. 

 An in-depth study aiming at providing an accurate description of SAC305 microstructure 

degradation during thermomechanical fatigue testing will be presented in this chapter: each 

process leading to fatigue cracking will be investigated. The main objective is to study the link 

between the early steps of SAC solder joints microstructure evolution and the crack 

development. To do this, we will start by characterizing the kinetics of each phenomenon 

separately and without taking into account the interaction between them. Then, we will establish 

a correlation between the evolution stages of the different phenomena to define the role of 

recrystallization and Ag3Sn coarsening on the cracking kinetics.  

First, the typical microstructure of the solder joints were identified from cross-section 

analysis made on components after assembly by reflow. Observations under an optical 

microscope in polarized light and EBSD analyzes were carried out in order to understand and 

quantify the microstructural characteristics of the interconnection joints. It is also very 

important to understand the isothermal storage effect on the as-reflowed microstructure of SAC 

interconnections since it is a treatment recommended by the standards recommended by 

standards for board level reliability testing 

The second part is interested in the detailed description of the phenomena which characterize 

the microstructural evolution of the SAC solder in different types of components subjected to 

temperature cycles. A campaign of accelerated tests in a thermal chamber with a successive 

sampling of test vehicles are carried out in order to generate sufficient microstructural data 

allowing the characterization of the different stages of SAC solder joints microstructural 

changes under thermomechanical loading.   
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The last part of this chapter aims to follow the stages of cracking in lead-free solder joints 

under thermomechanical fatigue and identify the role of microstructural evolution in joints 

failure mode. A correlation between the microstructural evolution and crack propagation is 

presented in order to well describe lead-free solder joint failure mechanisms under 

thermomechanical fatigue. 
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III.2 As-reflowed SAC solder joint microstructure 

III.2.1 SAC solder joints composition and microstructure 

SAC solder joints behavior study under thermomechanical cycling requires first the 

characterization of their as-reflowed microstructural state. The previous bibliographic study 

highlighted the effect of the as-reflowed SAC305 interconnections microstructural 

characteristics on the components reliability in thermal cycling [31][68][93]. It is therefore a 

question here of corroborating the complexity of this microstructure from micrographic sections 

made at the level of various surface mount (SMT) components assembled by reflow. The 

objective is to define the various microstructural parameters of our components in the initial 

state which can have an impact on the solder behavior during the thermal cycling test.  

As a first step, it is necessary to ensure that the solder joints have the expected 

microstructure. Micrographic sections were thus made and observed under an optical 

microscope in white light. Figure III.2–1 shows that the as-reflowed microstructure presents:  

− Pro-eutectic β-Sn tin matrix in the form of dendrites (Figure III.2–1(a)),  

− Intermetallic precipitates in the interdendritic spaces (Figure III.2–1(a)),  

− Intermetallic layers at the interfaces with the components and the PCB (Figure III.2–

1(b)). 

This microstructure is the same whatever the type of component. The intermetallics 

composition depend on the finish layers of each assembly.  

 
(a) 
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(b) 

Figure III.2–1: As-reflowed microstructure observed in the different studied components (a) 

the tin matrix with the intermetallic precipitates in the interdendritic spaces, (b) the 

intermetallic layers at the interfaces on the components and the PCB sides 

Figure III.2–2 presents EDS cartographies of as-reflowed R1206 solder joints. In addition to 

tin, they reveal the presence of Ag, Cu, Ni and Au in the intermetallics of the solder bulk. For 

the interfaces, there is only Cu and Ni. 

The different crystalline phases are identified by EBSD according to their crystallographic 

diffraction pattern. Figure III.2–3 show that the inter-dendritic spaces regardless the solder joint 

geometry present:  

− Eutectic Sn-Ag zone that is composed of nanoscale Ag3Sn precipitates with circular 

shape embedded in a pure β-Sn matrix. They are distributed homogeneously throughout 

the solder. 

− Cu6Sn5 intermetallic compounds, which are larger than Ag3Sn particles and with more 

defined geometric shapes. The presence of nickel in these precipitates depends on the 

amount of dissolved nickel from the component and PCB finish.  

− AuSn4 particles that are weakly detected and certainly come from the Au existing in the 

finish layer on the PCB side, which has dissolved in the solder.  
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Figure III.2–2:  EDS maps showing the different chemical element detected in a chip resistor SAC 

solder joint after reflow  

The SAC alloy also forms an intermetallic layer during the soldering process by reaction 

with: 

− Sn (QFN) or Ni (BGA, resistor) finish on the component side, 

− Ni finish on the PCB side.  

These layers are composed of Cu6Sn5 and Ni3Sn4 or a mixture of these IMCs depending on 

the quantity of nickel.  During analyses of the various solder joints, phases containing substitute 

elements cannot be differentiated from the “pure” phases because the crystal geometry remains 

identical. This means that the designation Ni3Sn4 actually encompasses all the variants of the 

(Ni, Cu, Au)3Sn4 type phases. Likewise, the designation Cu6Sn5 includes all phases of (Cu, Ni, 

Au)6Sn5 type and the designation AuSn4 represents all phases of (Au, Ni, Cu)Sn4 type. 
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Figure III.2–3: Crystalline phase’s maps of BGA and QFN solder joints 

III.2.2 SAC solder joints tin grain structure  

(a) Description of tin grain morphologies 

SAC solder joints microstructure after reflow is characterized by varied morphologies.  It is 

interesting to note that, as has been demonstrated from the literature study, SAC305 

interconnection joints after reflow systematically exhibit a macrograin morphology. The 

birefringence properties of tin make it possible to distinguish under polarized light grains with 

different crystal orientations. By this way, we get more information on lead-free solder joints 

microstructure. 

Observations show that this macro-grain morphology is existing regardless of the analyzed 

component (BGA (Figure III.2–4 (a)), QFN (Figure III.2–4 (c)), R1206  (Figure III.2–4 (d))). 

It is characterized by the presence of one or more β-Sn grains with different random crystalline 

orientations.  In a more specific case, solder joints with only single-grained (one orientation) or 

a cyclic twinned structure are normally observed when solidification occurs at not too large 

undercooling. In cross-sections of BGA solder joints with cyclic twins, they sometimes have 

an appearance of a beach ball consisting of three different crystalline orientations (Figure III.2–

4 (b)). 
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Figure III.2–4: Various tin grain morphologies observed in as reflow solder joints in 

different type of components, (a) single-grain (b) cyclic twin (c, d) poly-grains 

Another mentioned morphology in literature that can also appear after assembly is the mixed 

structure which presents both the cyclic and interlaced twinned morphologies and consists in 

three major twin orientations. The polarized light observation of the different studied solder 

joints highlight the presence of this morphology  (Figure III.2–5 (a) and Figure III.2–5 (b)).The 

interlaced regions is punctual and often located at the nucleation site near the solder pad 

(component or PCB side). Observation show that they did not exhibit a dendritic structure and 

are in fact characterized by a high density of Ag3Sn particles of larger sizes randomly 

distributed in the tin matrix (Figure III.2–5 (c)). The interlaced areas are therefore more resistant 

to deformation and thus have a higher hardness [53]. These features can be considered 

beneficial if the solder joint has a fully interlaced structure. However, partially interlaced 

regions in mixed morphology, having different material properties than the rest of the solder 

joint, can increase the risk of early failures [31]. In this work, this morphology was not detected 

in the chip resistor solder joints. 
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Figure III.2–5: Characterization of tin grain mixed morphology, (a, b) polarized light observation 

BGA and QFN solder joints , (c) Ag3Sn particles distribution in the interlaced region 

(b) Tin grain morphologies distribution  

As the initial microstructure is expected to have an impact on the thermomechanical response 

of lead-free solder joint due to tin grain anisotropy, a quantitative study was made to identify 

the predominant morphology in the different studied components (BGA, QFN and chip 

resistor).  

During polarized light observation, the color of a grain will depend on the polarization of 

the light. Consequently, grains with different orientation will have slightly different colors. 

Furthermore, the colors of the grain will change gradually when we rotate sample in the cross-

sectioned plane. Figure III.2–6.a show that at certain angles two grains may have the same color 

despite that they have different orientations. Some samples having more than a grain may be 

mistaken for single-grained, if they are not in the good rotation during the inspection. This may 

also lead to an overestimation of the fraction of single-grained solder joints.  However, the 

interlaced structure was always detected at any angle of the sample rotation (Figure III.2–6.b). 

In this work, all the observations were carried out without rotating the sample given the long 

time that the inspection of each joint can take. 
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Figure III.2–6: Sample rotation effect on tin grain orientation detection by polarized light observation 

[31] 

The cross-section plan can also have an impact on the identification of morphologies present in 

the solder joints. BGA components with two different cross-section plans were examined to 

better understand the plan observation effect in the estimation of data morphologies. In this 

part, BGA components come from ROBUSTESSE boards designed for a test plan allowing a 

large number of observations on non-cycled boards. Some components have undergone 

different isothermal storage conditions The effect of isothermal aging on the tin  morphology 

has been verified on some components. Observations showed that the morphology of tin grain 

does not evolve during isothermal storage. 

First, cross-sections were done in parallel to an edge of the cross-sectioned components. The 

goal was that the cross-sectioning plan should be close to the middle of the solder joints. This 

classic mode of observation, provides access to both the morphology of the tin in each solder 

joint as well as the properties of the interfaces but a polishing step is necessary to move on to 

the next row of bumps.  

 

         

                 

 
Figure III.2–7: Observation of BGA solder joints by the top view 
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Since it is quite time consuming to make several cross-sections going from one row to 

another in each analyzed component, another cross-section plan was used to collect more 

quickly tin morphology data in all the joints of a component. BGA components have been 

polished from above to access in a single cross-section the information on the morphology of 

all the joints. 288 bumps per cross-section can be observed compared to 22 joints for the 1st  

mode (Figure III.2–7). 

Table III.2–1 summarizes the results of the morphology distribution in some considered 

components. The single grain morphology have been reported to be predominant with a fraction 

that may range up to 88% in the BGA solder joints. However, this fraction is little lower in the  

top view mode compared to the classic observation mode (80%). The percentages do not exceed 

12% for the macro-grained morphology with several crystalline orientations (poly-grains) at 

any observation mode. These percentages can present an overestimated/underestimated since 

those observations have been performed in a single cross-section plane. 

Additionally, solder joints exhibiting a cyclic twin morphology in the cross-section plane 

may have a part showing an interlaced structure in other portions of the solder joint. Similarly, 

solder joints having a fully interlaced twinned structure in a cross-section may actually have a 

mixed structure (interlaced + cyclic twinned), although this is less likely since the interlaced 

region is usually rather small. Thus, the solder joints fraction with a mixed morphology may be 

underestimated and the fraction of interconnections with an all interlaced structure 

overestimated. Consequently, and given that the observations showed the weak presence of tin 

twin phenomena (intertwined or cyclic) in our solder joints, the distribution data of the different 

morphologies presenting the structure of tin twins were reported together in a single column. 

The percentages do not exceed 15% in this case 

Table III.2–1: Distribution of various tin grain structure in BGA solder joints of 

ROBUSTESSE board 

Observation 

mode  

BGA 

component 

pre-aging 

condition 

Percentage of various tin grain structure 

Macro-grained interlaced, cyclic 

twinned and 

mixed 
single-grained 

 

poly-grained 

sectional view 100°C – 500h 84 12 4 

100°C – 1000h 87 9 4 

150°C – 500h 88 4,5 7,5 

150°C – 1000h 85 10 5 

top view As-reflowed 73 12 15 

As-reflowed 80 11 9 
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The occurrence of the different morphologies in components depends on solder volume, 

alloy composition, surface finish and cooling rate. The effect of solder geometry on the 

distribution of tin grain morphologies was also studied by making micro sections on the Feline 

board (test vehicle with BGA, QFN and R1206 components). The images were taken in the 

classic observation mode. Cross-section show that single-grained, poly-grained and mixed 

structure were the only present structures.  

Another observation attracted our attention is that the BGA solder joints do not have the 

same tin grain morphology distribution compared to the BGA_ROBUSTESSE components 

despite the assembly of the two batches of cards (ROBUSTESSE, FELINE) was made with the 

same reflow profile using the same solder paste. However, the two batches were not assembled 

at the same time. 58% of BGA solder joints present a mixed structure compared to fractions of 

33% for the single-grained morphology and 9% of solder joints having the poly-grained 

structure.  

QFN Solder joints showing single-grained are rare (4%) with practically equal distribution 

between SAC solder with poly-grained and mixed structure (50% and 46% respectively). 

 The absence of the mixed structure on the chip resistors solder joints was validated with the 

count data of tin grain morphologies distribution. In this solder geometry, the single-grained 

structure was also the most present with a fraction of 63% compared to 37% of poly-grained 

interconnections. 

Table III.2–2: Distribution of various tin grain structure in BGA, QFN and R1206 solder 

joints of FELINE board 

Component type Percentage of various tin grain structure 

Macro-grained mixed 

 single-grained poly-grained 

BGA 33 9 58 

QFN 4 50 46 

R1206 63 37 0 
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(c) Characterization of tin grain morphologies by EBSD technique  

 
Figure III.2–8: Tin grain boundaries angles maps in different solder joint geometries, (a) BGA solder 

joint, (b) R1206 solder joint, (c) QFN solder joint  

Observation under polarized light is very useful for highlighting the different morphologies 

but does not allow them to be quantified. The technique of backscattered electron diffraction 

(EBSD) provides access to a quantitative characterization of the grain boundary angles, the 

crystalline orientation and the grain size with high spatial resolution. 

Grain boundary angles analysis by EBSD allows illustrating the spatial distribution of all 

detected grain boundaries. Figure III.2–8 presents the different angle intervals convention used 

in this work: 

− [2°; 5°[= white,  

− [5°; 15°[= blue,  

− [15°; 55°[= green, 

− [55°; 65°[= yellow 

− [65°; 90°] = red,   

The comparison between polarized light images and the grain boundary angles cartographies 

shows that the misorientation limit below which we cannot distinguish two neighboring grains 

under an optical microscope depends on the geometry of the solder joint (Figure III.2–8). 

 For BGA joints, only white boundaries with angles <5° may possibly not be distinguished 

under polarized light (Figure III.2–8 (a)). In the case of the QFN and  passive components solder 
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joints, the disorientation between two grains not detected by polarized light can have a greater 

angle going to a value around 55° (green and blue grain boundaries in Figure III.2–8 (b) and 

Figure III.2–8 (c)). Over this value, the differences in orientation between two neighboring 

grains are observable.  These results show that the identification of tin grain structure by 

polarized light observation can underestimate the fraction of interconnections having poly-

grained structure. However, it allows the interlaced and cyclic twinned structure detection. 

 

 
Figure III.2–9: Tin grain crystallographic orientation maps in different SAC solder joints geometries, 

(a) BGA solder joint, (b) R1206 solder joint, (c) QFN solder joint 

Beyond the tin grain boundaries angles characterization, we must be interested in the solder 

joints crystallographic texture of the different tin grain structure. Studies cited in the 

bibliographical section have shown the dependence of the mechanical properties on the tin 

crystal direction. The anisotropy of a solder joint can therefore be quantified by identifying the 

crystallographic orientation of each grain. EBSD data can be used to characterize the 

crystallographic texture of SAC solder joints by generating IPF (Inverse Pole Figure) crystal 

orientation maps. They represent the grains orientation with respect to a given direction of 

observation. In general, there are three directions of observation:  

− X corresponding to the horizontal of the map 

− Y to the vertical and 

− Z to the normal to the sample surface.  
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These three directions of observation X, Y and Z respectively give rise to three crystal 

orientation maps named IPF-X, IPF-Y and IPF-Z. For these three maps, the orientation of a 

grain relative to the observation axis is color coded. In the case of tin, a tetragonal-type crystal 

lattice material, there are by convention three reference orientations denoted [001], [010] and 

[110]. The grains having exactly these orientations along a certain observation axis will be 

colored respectively in red, green or blue on the IPF map associated with this observation axis. 

Figure III.2–9 presents the IPFx maps showing the various tin grain crystalline orientation that 

can be present in the studied components. 

The superposition of the grain boundaries angles and the IPF crystal orientation maps 

visually highlights the different tin grain structures present in lead-free solder joints. Figure 

III.2–8.a, Figure III.2–8.b, Figure III.2–9.a  and Figure III.2–9.b allow to recognize the poly-

grained morphology in the BGA and R1206 chip resistor with a slight misorientation 

(maximum angle of 15°) between two neighboring grains. However, a very particular type of 

structure after reflow was encountered in the QFN solder joint. We have qualified it with a 

noticeable gradient in crystal orientation and a clear substructure in the form of long slats. Since 

the variations of orientations remain moderate and progressive, this microstructure could be 

characterized as a "distorted" macro-grained morphology. This specificity probably linked to 

the cooling conditions of the solder in this geometric configuration.  

Figure III.2–8.c and Figure III.2–9.c show a QFN solder joint having a particular structure. 

It looks close to the mixed structure with the concentration of interlaced twinned structure with 

grain boundaries angle around 60° (yellow lines) in the right part. The other parts of the solder 

are characterized by the presence of β-Sn sub-grains (misorientation <5°) and low disorientated 

grains (<15°) in the form of very elongated slats which appears to be a very large-scale dendritic 

microstructure.  

The IPF maps provide only a visual representation of the spatial distribution of the textured 

areas of a material. However, to get a more quantitative estimation of the textures, it is necessary 

to convert the crystal orientation maps into actual reverse pole figures. The principle is to 

transfer the orientation of each pixel of an IPF map into the standard stereographic triangle 

which will ultimately be made up of a point cloud. Three inverse pole figures (along X, Y and 

Z) are thus obtained from the three crystal orientation maps (IPF-X, IPF-Y and IPF-Z). Then 

the post-processing software splits the standard stereographic triangle into small elementary 

areas and calculates the density of points contained in each of the fragments of the triangle. The 

three inverse pole figures are then colored according to the local point density (in each fraction 

of the triangle). The texture of a material is evaluated in terms of MUD (Multiples of Uniform 

Density). Typically, if an inverse pole figure has a MUDmax greater than 2 in a given region, 

the material at the origin of the pole figure could be considered as textured in the direction of 

the pole figure. Conversely, a MUDmax less than 2 will be an indicator of a material with little 

or no texture, and if the MUDmax also remains below this threshold for the 2 other reference 

directions of the orthonormal coordinate system, the grains of this material will be said " 

equiaxis”.  
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The measurement of the MUDmax on the three interconnections presented above show that 

as-reflowed SAC solder joints are generally textured. However, the MUDmax value depends 

on initial tin grain morphologies. We observe that the QFN solder has a much less textured 

microstructure than the chip resistors and BGA solder jointss (Figure III.2–10). This helps once 

more to highlight the presence of the unusual QFN interconnection morphologies with a 

mixture of an interlaced and unusual deformed macro-grained structure.  

 
Figure III.2–10: MUDmax measurements in the BGA, R1206 and QFN solder joints 

The size of each tin grain is also an important indicator to characterize the different solder 

joint morphologies. In this work, it was determined by calculating the diameter of its equivalent 

circle. Figure III.2–11 presents the tin grain size maps according to a color code ranging from 

blue for the smallest grains, to red for the largest depending on the different studied solder joints 

geometry. Measurements show that the tin grain size in BGA and R1206 components having 

the macro-grained structure is of the same order of magnitude as the solder joints (equivalent 

diameter > 50 µm in Figure III.2–11 (a) and Figure III.2–11 (b)).  

The analysis of the deformed macro-grained structure characteristic of the QFN solder joints 

call attention to the presence of very small tin grain (10 µm) in addition to macro grains ( Figure 

III.2–11 (c)). For the region showing mixed morphology, as presented in the literature, it is a 

form of twinning phenomenon which are characterized by a rotation of 60° around the axis 

[001] of the Sn crystal lattice. In this case, the tin grain boundaries will have an angle 

approximately of 60°. Thus, the particle size analysis is carried out by considering that all the 

subdomains linked by a twin symmetry relationship like a part of the same grain. 



Role of tin grain recrystallization and Ag3Sn intermetallic coalescence in SAC305 solder 

cracking during thermomechanical fatigue 

 

 

81 

 

 
Figure III.2–11: Tin grain size maps in different solder joint geometries, (a) BGA solder joint, (b) 

R1206 solder joint, (c) QFN solder joint  

The cyclic tin twin phenomenon was also observed on some joints with scratches that could 

not be removed even after the polishing finishing step (Figure III.2–12 (a)). The force applied 

to the samples during the mechanical polishing step can generate joint deformations leading to 

the appearance of twin phenomena (Figure III.2–12 (b) and (Figure III.2–12 (c)). The EBSD 

analysis of certain solder joints showing no scratches when observed in polarized light reveals 

the presence of this type of defect. Care must be taken thereafter not to confuse this defect with 

the appearance of new tin grains during microstructural evolution. 

 
(a) (b) (c) 

Figure III.2–12: Observation of BGA SAC solder joint with a polishing defect, (a) polarized light 

observation, (b) crystalline orientation map, (c) grain boundary map 
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III.2.3 Isothermal pre-ageing effect on SAC305 solder joints microstructure  

Isothermal pre-ageing is a recommended condition  in board level reliability testing for 

approaching real applications of electronic assemblies [94].  

It has been reported that the annealing process during the pre-aging treatment alters the 

morphology and the distribution of dispersed intermetallic compound (IMC) particles in the 

solder joints. The coarsening of these particles can apparently facilitate the Sn grain boundary 

mobility due to less effective pinning on dislocation movements [24][95]. The fine IMC 

particles, present in a non-aged microstructure, are able to decelerate microstructural evolution 

under thermomechanical stress by blocking Sn grain boundary movements during 

recrystallization [96].  

In this part, we focused on the effect of pre-ageing on the microstructure of SAC solder joints 

after reflow [97]. Some components, which have undergone a hot pre-ageing without being 

cycled in temperature, have been encapsulated for studying the precipitate coarsening in bulk 

solder and interfacial intermetallic layer thickening.  

The intermetallic coalescence was firstly confirmed in various aged specimens with optical 

microscopy. Thermal aging is expected to cause precipitate coarsening in bulk solder and 

interfacial intermetallic layer thickening through diffusion phenomena. The small precipitates 

dissolve into the matrix and re-precipitate at the larger ones [98]. The diffusion phenomenon is 

thermally activated, thus occurs in the whole solder joint. The observation of the microstructure 

of solder joints with different heat treatment conditions highlighted the coalescence 

phenomenon of the bulk precipitates and the weakening of the dendrite structure described 

above. Figure III.2–13  shows the effect of different isothermal storage conditions on the BGA 

solder joints. The inter-dendritic distribution of Ag3Sn nano-particles is retained and smaller 

precipitates remain in the majority. However, the increase in time and temperature of treatment 

makes it possible to produce some precipitates of larger size to the average by coalescence of 

the smallest. The coalescence and the increase in the spacing between the Ag3Sn precipitates 

are visually more important for the highest temperature (150°C). However, Ag3Sn particles 

evolution has been more difficult to perceive for pre-aging at 100°C. Observations show also 

that the pre-aging of R1206 and QFN solder joint pre-aged at 100°C during 500h has no effect 

on their initial structure.  
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Figure III.2–13: Evolution of the microstructure of BGA solder joints with different isothermal aging 

conditions (100h, 500h and 1000h at 100°C and 150°C) 

The effect of isothermal aging on the precipitate distribution and the tin dendritic 

structure is even clearer through chemical/ crystallographic data. Silver mapping with Energy 

Dispersive X-ray Spectroscopy in the upper part of single-grained solder joints illustrates the 

decrease in precipitate density with aging and the depopulation of the interdendritic spaces 

(Figure III.2–14). From EBSD crystal phase analysis, the evolution of the different Ag3Sn grain 

size categories was quantified (Figure III.2–14(d)). The proportion of the smallest detected 

grains (area between 0.22 and 0.65 μm2) drops with aging (up to 44% after 1000h at 150°C) 

and the weight of other categories increases. After aging at 100°C and 150°C during 1000h, 

larger precipitates (area > 2 μm2) are detected while they do not exist with room temperature 

aging. The coalescence is therefore more important as aging duration and temperature get 

higher enabling the diffusion.  
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Figure III.2–14: Ag3Sn precipitate coalescence during isothermal aging, silver EDS mapping with 

room temperature aging (a), after 1000h at 100°C (b), 1000h at 150°C (c), evolution of Ag3Sn 

precipitate population in function of grain area (EBSD data) (d) 

The second aspect to consider in microstructural evolution under the isothermal ageing is 

the thickening of the intermetallic layers. In this work, the increasing of layer thickness was not 

clearly observed. The values measured by image analysis vary between 1.5 and 3.5 µm without 

any effect of storage time or temperature having been demonstrated. It is difficult to see a 

difference in layer thickness between the initial state and the two longest aging conditions in 

Figure III.2–15. On the other hand, this figure makes it possible to highlight once again the 

evolution of the distribution of Ag3Sn particles in the solder joints bulk (more precisely in the 

zone close to the interface with the component).  

 
Figure III.2–15: intermetallic layers evolution under isothermal ageing 

In our study, isothermal pre-aging does not appear to have a significant effect on 

intermetallic interfaces. This is an unexpected result when compared to those in the literature 

[39]. It is assumed that the nickel finish has prevented diffusion at the interface.  

III.2.4 Synthesis  

 The solder microstructure investigation was carried out on the as-assembled state and 

after isothermal aging.  Cross-sectioning, optical microscopy and EBSD allowed identifying 
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the typical as-reflow SAC dendritic microstructure made of a β-Sn matrix and Ag3Sn 

precipitates filling the interdendritic spaces. Macro-grained, cyclic twinned and mixed tin 

morphologies were observed in the different considered solder geometries. As the initial 

microstructure is expected to have an impact on the solder mechanical behavior due to tin 

anisotropy, a quantitative analysis under polarized-light microscopy was made on several 

components to study the tin grain structures distribution. From a global point of view, the macro 

grain morphology proved to be predominant in different solder geometries (BGA, QFN and 

chip resistor). EBSD technique was used to characterize grain boundary angles, crystalline 

orientations and grains size the various observed tin grain structures. It highlights the presence 

of unusual deformed macro-grain structure in the as-reflowed QFN interconnections.  

For the isothermal aging, the intermetallic coalescence coupled with a loss of the joint 

dendritic structure was confirmed in various aged specimens through optical microscopy and 

chemical/ crystallographic data. However, no effect was observed on the evolution of 

intermetallic interfaces thickness. For the following section, the storage condition for 500h at 

100°C was chosen in order to accelerate the thermal cycling without modifying too much the 

initial properties of the lead-free interconnections. 
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III.3 Thermal cycling effect on pre-aged SAC305 solder joints 

microstructural  

III.3.1 Global recrystallization of tin grains  

 Microstructural analyses on different types of components (BGA, QFN and chip resistor) 

taken out of the thermal chamber along the test allowed us to set up the successive steps of 

recrystallization and its propagation in the solder joint. The recrystallization study was 

conducted using polarized light images and data from EBSD analyzes. 

 Observations were focused on the high strain regions since microstructural changes begin 

in geometric singularity zones of the assembly ( near the solder pads for the BGA and 

underneath the QFN and R1206). Images of entire joints were also taken in order to collect as 

much information as possible on the location and advancement of microstructural evolution 

phenomena. 

 Since the EBSD technique is more difficult to implement, the first step was to proceed with 

an inspection of the evolution of the tin grains in order to identify upstream cases of apparent 

recrystallization by optical microscopy in polarized light. With the hypothesis that tin 

birefringence properties allow the distinction of the new grains having crystalline orientations 

different from the initial orientation, the objective is to identify over time the early stages of tin 

grains changes during thermal cycling [-55°C,125°C].  

 

(a) BGA solder joint  

 For BGA solder joints, optical observations showed that microstructural evolution 

appears to start at 1000 cycles. Figure III.3–1 presents polarized light images carried out on 

samples taken successively from the climatic chamber at different cycling level (225, 500, 1000 

and 1300 cycles).   

Before 1000 cycles, the thermal cycling effect is not detectable. New crystalline orientations 

of tin grain begin to appear on the sample which has been subjected to 1000 cycles. 

Recrystallization is evident on the solder joint sampled at 1300 cycles. The apparent absence 

of recrystallized grains on samples taken at 225 and 500 cycles does not necessarily mean that 

the tin grains did not evolve during thermal cycling. 

Since the analysis of the as reflowed microstructure has shown the difficulty of detecting by 

polarized light observation all the grain boundaries present in the various interconnections, the 

same samples present in Figure III.3–1 were analyzed by EBSD to validate the microstructural 

state of each joint after such a number of cycles. 
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Figure III.3–1: Microscopy optical inspection of BGA solder joints with different number of thermal 

cycles by Polarized light observation 

Tin grain boundary angles mapping showed that BGA SAC solder joints evolution already 

started before 225 cycles. It begins with the recovery process characterized by the formation of 

β-Sn sub-grains (misorientation <5°) and low disorientated grains (<15°) in the high strain 

regions. Figure III.3–2 shows the first stages of the recovery process (white and blue lines) 

observed in few cycled solder joints (225 cycles). The comparison with the as reflowed 

microstructure validates that this process was activated due to thermal cycling.  

Figure III.3–3 (a, b, c, d, e, and f ) illustrate that the solder joints microstructure still remains 

in the recovery phase with an increase in low angle boundaries number (blue lines) during the 

first 1000 cycles. During this process, the tin grains do not change their initial crystalline 

orientation.  The comparison between the optical image and EBSD maps of joint subjected to 

1000 cycles shows that in some cases recovery process can be observed by polarized light. 

Grain boundaries angle present at this time probably had angles which tend towards the superior 

bound value of the low angle interval (15°). 

In the course of further thermal cycling, the microstructure keeps evolving gradually and the 

recrystallization process begins. Sub-grains grow to reduce their surface energy and facilitate 

their rotation due to thermal activation and deformations generated in the damaged area. Grain 

boundaries with larger angles (>15°) appear and delimit new tin grains leading to the creation 

of more or less equiaxed grain structures with random crystalline orientations. 

Figure III.3–3 (g) and Figure III.3–3 (h) shows that the recrystallization has developed by 

the formation of new grain orientations (purple, red, and green) limited by high angle grain 

boundaries (green lines). The absorption of dislocations into dislocation walls is the origin of 

the gradual increase in misorientation of low angle boundaries and their transformation into 

high angle boundaries. It is interesting to note that the recovery process operates also after the 

nucleation of the recrystallization preparing the favorable environment for the recrystallization 

spreading in the bulk of the solder. 
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Figure III.3–2: Recovery process revealed by grain boundary angles mapping in the BGA solder joints 

corner taken at 225 cycles; white sub-boundaries ([2°; 5°[) and blue boundaries ([5°;15°[)  

Grain boundaries angles map                                    Crystallographic orientations map 

 
 

Figure III.3–3:  Characterization of BGA solder joints tin grains evolution during thermal cycling by 

EBSD analyses with grain boundaries maps showing the low angle  ([5°;15°[) and high angle 

([15°;55°[); (a, b, c, d, e, f) recovery process, (g, h) recrystallization with rotation of new tin grains  
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Figure III.3–4:  Evolution of the MUDmax value in the BGA solder joints under thermal cycling 

The progressive formation of a network of more and more highly misoriented recrystallized 

grains induces the attenuation of the initial macrograin texture. The pole figures show that the 

strong crystallographic texture observed after reflow gradually disappears as the 

thermomechanical damage accumulates during the cycles. Despite the slight decrease in the 

MUDmax during the recovery phenomenon (first 1000 cycles), it is clear that the joint retains 

its crystallographic texture. The loss of this texture is greater during the recrystallization 

phenomenon characterized by a high density of highly disoriented grain boundaries. 

 

(a)                                                                     (b) 

Figure III.3–5: Propagation of the network of recrystallized tin grains (blue) on the BGA solder joints 

taken out at 2300 TC (a) and 2000 TC (b) 

Samples analysis with different thermal cycles show that this change in the microstructure 

often starts in the solder corner near the pad on the package or PCB side. Then, the recrystallized 

volume gradually expands from the solder corners toward the center, across the joints neck near 

the interfacial region of the interconnection until total recrystallization of the highly strain 

region (Figure III.3–5 (a)). Occasionally, recrystallization can spread across the diagonal of the 

bump between two opposite corners up to the junction of the two sides of the interconnection 

((Figure III.3–5 (b)). These observations are consistent with previous work [15][29][54]. 
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(b) Chip resistor solder joint  

The polarized light inspection step was carried out on all the geometries studied. It also 

allowed us  to highlight the evolution of tin grains on the R1206 solder joints. Figure III.3–6 

presents polarized light images of solder joints with three different levels of cycling (135, 500 

and 700 cycles). Microstructural changes are evident in the solder joint taken from thermal 

chamber after 700 cycles. New tin grains with orientations different to the parent orientation 

are clearly observed in Figure III.3–6 .  

The verification of the evolution of the tin grains on the same samples was developed by the 

EBSD technique in order to identify the first microstructural changes of R1206 solder joints 

during thermal cycling and examine the recovery and the recrystallization of tin grains [99]. 

Tin grain boundaries maps highlighted once again that observation of recovery process is 

not always possible in polarized light. Figure III.3–7(a) and Figure III.3–7 (b) highlight that 

solder joint taken at 135 cycles was already in a recovery state.  Large number of low angle 

boundaries (blue lines) are present under the component. However, its examination by polarized 

light did not reveal a microstructural change. 

Tin grain boundaries maps illustrate also the nucleation of R1206 interconnections 

recrystallization after 500 cycles (Figure III.3–7 (a) and Figure III.3–7 (b)). A gradual lattice 

rotation has formed into high angle grain boundaries from low angle boundaries during thermal 

cycling, which characterizes the tin grain recrystallization of the already recovered 

microstructure. Gradual lattice rotation occurred in the transition from the parent pink 

orientation to several orientations (red, blue, yellow). This microstructural change was difficult 

to detect by optical microscopy despite the start of the new tin grains rotation. 

 

 
Figure III.3–6: Microscopy optical inspection of R1206 solder joints with different number of thermal 

cycles by Polarized light observation 
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Grain boundaries angles map                      Crystallographic orientations map 

 
Figure III.3–7: Characterization of R1206 solder joints tin grains evolution during thermal cycling by 

EBSD analyses (a, b) recovery proces , (c, d, e, f) recrystallization  

 

 

Figure III.3–8:  Evolution of the MUDmax value in the R1206 solder joints under thermal cycling 

The loss of crystallographic texture has been clearly demonstrated by the measuring of the 

MUDmax value during thermal cycling. Figure III.3–8 shows the pole figures associated with 

solder joint present in Figure III.3–7. It highlights the decrease of the MUDmax after 500 cycles 

(132 >58 >38). This microstructural evolution developed first in the highly constrained area 

under the component. Then, the network of the new recrystallized grains spreads across along 

the component interface or the diagonal of the solder meniscus. 
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(c) QFN solder joint  

Until now, works that focus on the description of the failure mechanism of QFN SAC solder 

joints are rare. They often consider that QFN interconnections present the same behavior as 

other  solder joint geometries [100]. 

In the QFN geometry, polarized light observations revealed that tin grains evolution started 

about 700 cycles (Figure III.3–9).  The complex microstructure observed on as reflowed QFN 

solder joints did not allow us the identification of the first steps of tin grain evolution. Even 

with an accurate EBSD analysis, it was difficult to spot the phenomena of recovery and 

recrystallization of tin grains on the various samples taken out at low levels of thermal cycling 

(before 1000 cycles). The presence of low disorientated tin grain (<15°) in the as reflowed QFN 

solder joint compromises the detection of the first steps of the SAC interconnections 

microstructural evolution based on the appearance low grain boundaries angles during the 

recovery process of aged  components. 

Figure III.3–10 presents the results of the EBSD analyzes carried out on three QFN solder 

joints taken at different number of cycles (135, 500 and 1000 cycles). Grain boundaries with 

low angles (<5°, white lines) were observed on solder taken at 135 cycles. They were located 

in a  high strain region on the component side. This suggests the activation of the recovery 

process under the thermal cycling effect. During this phase, the rotation of the tin grains is not 

detected, which means that the tin grains still have the same crystalline orientations than in the 

initial state (Figure III.3–10 (a) and Figure III.3–10 (b)). 

 
Figure III.3–9: Microscopy optical inspection of QFN solder joints with different number of thermal 

cycles by Polarized light observation 
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Grain boundaries angles map                                Crystallographic orientations map 

 
Figure III.3–10: Characterization of R1206 solder joints tin grains evolution during thermal cycling by 

EBSD analyses, (a, b) recovery process (c, d, e and f) recrystallization phenomenon 

 

 
Figure III.3–11: Evolution of the MUDmax value in the QFN  solder joints under thermal cycling 

Figure III.3–10 (c) and Figure III.3–10 (d) show that tin grain recrystallization process seems 

to start after 500 cycles with the formation of some high angle boundaries ([15°; 55°[, green 

lines) limiting new tin grains having an orientation little different from the neighboring parent 

orientation. It is assumed that the slight variations in orientation of the central zone must be 

induced by recrystallization despite the fact that we can still distinguish the initial 

microstructure characterized by the unusual "deformed" macro-grain. The polygon (circular) 

shape of these grains also allows their differentiation from the grains present in the initial state 

having a more elongated (elliptical) shape  

Tin grain recrystallization is more evident in QFN solder joint taken out after 1000 cycles. 

Figure III.3–10 (e) illustrates that the microstructure is almost entirely traversed by high angle 

grain boundaries (>15°, green and red lines), which highlights an advanced state of 

recrystallization. The high number of disorientated boundaries was correlated with new 
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crystallographic orientations (purple, yellow, red and orange) different to the blue parent 

orientation (Figure III.3–10 (f)). The presence of low disorientated grain boundaries (<15°, 

white and blue lines) at this state shows that the recovery and recrystallization are operating 

simultaneously.  

The study of the crystallographic texture did not make it possible to highlight the effect of 

thermal cycling as in the other studied solder joints despite the slight decrease in mudmax 

observed after 500 cycles.  On this type of component, a very particular type of microstructure 

after reflow was encountered. We have qualified it with a noticeable gradient in crystal 

orientation and a clear substructure in the form of long slats. This orientation gradient will also 

affect the values obtained for the max MUD and this lamellar substructuring (slats disoriented 

around 7 to 8°) will impact the detection of the recrystallized grains (threshold left by default 

at 5°).  

III.3.2 Local recrystallization of tin grains  

Another scale of recrystallization attracted our attention during the microstructural analyzes 

of the different solder geometries during thermal cycles. It is a local recrystallization that is 

often found around voids or at tin and intermetallic interfaces.  

When solder joints have a variation of section or a defect or a void, precipitate harder or less 

hard than the rest of the material, a concentration of stresses can locally occur. While we think 

to be in the elastic domain, solder joint enters locally in the plastic domain. It can thus occur a 

local hardening. This phenomenon is one of the main causes of the creation of cracks in fatigue 

phenomena. 

In the case of precipitates, this phenomena is called the Particle Stimulated Nucleation (PSN) 

mechanism [101]. During deformation, areas of high density of dislocations and disorientations 

develop around the second phase particles to accommodate the difference in plastic behavior. 

This mechanism only occurs for precipitates with a diameter greater than 1μm and results in a 

random distribution of the recrystallization seeds. This PSN mechanism therefore tends to 

reduce the sharpness of the texture in the areas where it occurs.  

Figure III.3–12 illustrates the local recrystallization observed in BGA solder joints taken out 

at 1300 and 1500 cycles. A network of high disorientated tin grain with random crystalline 

orientations was highlighted by EBSD analysis. The new recrystallized grains have a very small 

size compared to new tin grain appeared during the phenomenon of global recrystallization 

presented in the previous section. 
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Figure III.3–12: Tin grain local recrystallization revealed by EBSD mapping 

III.3.3 Ag3Sn particles coarsening  

Ag3Sn IMCs coalescence is the other microstructural phenomenon that characterizes the 

thermomechanical damage. Under cycling, diffusion occurs and Ag3Sn IMCs in the solder 

joints coarsen; smaller IMC particle coalesce to produce larger size particles which leads to a 

loss of dendritic structure and reduces the ability of the particles to block dislocation movements 

by the pinning effect. This will decrease the precipitation hardening and make the solder softer. 

Ag3Sn precipitates will undergo coalescence activated by temperature but above all by the 

deformations generated during thermal cycling. This phenomenon will therefore be more local 

than during hot pre-aging and will be located in the high strain region.  

 The Ag3Sn particles evolution was highlighted by the observation of solder joints with 

different level of cycling. EBSD crystal phase analysis coupled to silver mapping with Energy 

Dispersive X-ray Spectroscopy allowed us to highlight the phenomena of Ag3Sn coarsening in 

BGA solder joints (Figure III.3–10). While the microstructure of the solder joint after reflow 

exhibits an organized distribution of nanoscale Ag3Sn intermetallics in interdendritic spaces, 

the damaged regions consist of larger particles less densely dispersed. Some large particles are 

present in the solder taken after 1000 cycles, which shows the increase in Ag3Sn IMCs diameter. 

The coalescence of this particles is all the more important on the sample having undergone 1700 

cycles; the high strain regions present larger sizes particles with a clear disappearance of the 

nano-Ag3Sn IMCs.  
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(a) (b) 

Figure III.3–13: Characterization of Ag3Sn particles evolution in BGA solder joint during thermal 

cycling, (a) crystalline phases maps (b) silver EDS maps 

 

(a) (b) 

Figure III.3–14: Correlation between Ag3Sn coarsening and tin grain recrystallization on a BGA solder 

joint taken out after 1300 cycles (a) white light observation (b) polarized light observation 

Under thermal cycling, recrystallization is favored by the appearance of large incoherent 

precipitates, sufficiently spaced apart, which act as a source of dislocations and locally create 

very strong distortions of the crystal lattice. The dislocations can indeed move and involve 

foreign atoms during the recovery. There may therefore be a migration of species with 

segregation at the grain boundaries. However, the damaged zones are characterized by the 
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progressive formation of recrystallized grains which are strongly disoriented. This observation 

therefore suggests that the local coalescence of Ag3Sn IMCs induced by thermomechanical 

deformations is controlled by grain boundary diffusion. 

However, small precipitates present in the initial microstructure are close together which 

slow down the recrystallization process. They promote a homogeneous distribution of the 

dislocations with sub-grains which are not very disoriented with respect to one another. This 

absence of local disorientation of the crystal lattice can considerably reduce the germination of 

recrystallization. They are very effective at anchoring sub-joints and can even prevent them 

from shifting. 

The observation of Ag3Sn particles coalescence is always coupled with the detection of tin 

grains recrystallization. Larger particles were mainly located at tin grain boundaries. Figure 

III.3–14 shows the correlation between coarsened region and tin grains recrystallization 

observed in BGA solder joints taken out after 1300 cycles. 

For the chip resistor and QFN solder joints, Ag3Sn particles coarsening was also observed 

during cycling. It is also localized in the high strain region on the component side. Figure III.3–

15 and Figure III.3–16 illustrate the appearance of larger Ag3Sn particles with the loss of the 

dendritic structure characteristic of the as-reflowed state of R1206 and QFN SAC solder joints. 

Polarized light observation highlights also the recrystallization of tin grains in the coarsened 

regions. 

 
Figure III.3–15: Ag3Sn particles coarsening in passive component solder joint at 1300 cycles 
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Figure III.3–16: Ag3Sn coalescence in QFN solder sampled at 1000 cycles 

III.3.4 Synthesis  

BGA, QFN and R1206 solder joints are characterized by the same microstructural behavior 

during thermomechanical fatigue. Two consecutive microstructural phenomena occur during 

the evolution of tin grains under thermal cycling: recovery followed by recrystallization. The 

recovery process seems to be a prerequisite for the initiation of recrystallization but remains 

operative along the test. The rearrangement of the dislocations created by the inelastic 

deformations in fact generates the formation of weakly disoriented sub-grains. This cellular 

structure then undergoes rotations as thermal cycling progresses, thus leading to the creation of 

highly disoriented recrystallized grains. The coalescence of Ag3Sn intermetallics is another 

phenomenon activated by temperature and deformations. It seems to facilitate the nucleation of 

the phenomenon of recrystallization. The role of these phenomena on the failure mode of the 

various studied components is the purpose of the following section. 
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III.4 Role of tin grain recrystallization and Ag3Sn intermetallic 

coalescence in SAC305 solder cracking during thermomechanical 

fatigue 

The formation of cracks in a lead-free solder joint during thermomechanical fatigue is 

usually reported as consisting of two steps. First, tin grain recrystallization coupled to Ag3Sn 

particles coarsening occur in the part with highest strain. Then intergranular cracks will grow 

in the boundaries between the grains in the recrystallized zone until a complete crack has 

formed. These steps are well described in different researches [46][52][53][54]. However, crack 

initiation phase in SAC solder joints are not clearly characterized up to now. The objective of 

this section is to study the role of recrystallization and Ag3Sn intermetallic coalescence in 

SAC305 solder crack development from their nucleation until the formation of total cracks. 

III.4.1  Crack initiation  

To characterize the crack initiation, observations were carried out on samples with little 

number of cycles (< 500 cycles). Crack initiation phase seems to appear very early and take a 

few cycles. For the QFN and chip resistor components, it was already detected on solder joints 

taken at 135 cycles. Crack initiation was observed in BGA solder joints sampled from 225 

cycles.  

Crack initiation often occurs in the geometrical singularity of the assembly. The stress 

concentration generated, either near the BGA solder pads on the component or PCB sides or 

underneath the QFN and chip resistor components, is the main cause of crack initiation.  The 

presence of relatively large intermetallic particles in these highly stressed areas appears to 

facilitate also the crack initiation. The very first were observed to start at an interface between 

tin and its precipitates w whatever the solder joint geometry. 

EBSD mapping was made to characterize the crack initiation zone. The crystalline phases 

map shows the presence of (Cu, Ni)6Sn5 near the crack initiation site which can cause local 

brittleness in the solder. Crystallographic orientations and grain boundary maps also revealed 

that crack initiation was associated with a localized recrystallization of tin. The presence of 

intermetallic compounds in the high strain region of the solder can generate a stress 

concentration which can cause a local recrystallization at their interfaces with tin and facilitate 

the appearance of the first micro cracks.  

It is also interesting to note that in some solder joints the crack initiation could take place 

before recrystallization and as soon as the recovery phase (formation of β-Sn sub-grain 

boundaries without the rotation of new grains). Figure III.4–2 illustrates the presence of low 

disorientated tin grain boundaries (<15°) which means that solder joint is in the recovery phase. 

This result shows that crack initiation probably does not require SAC solder joints global 

recrystallization.  
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Figure III.4–1: Crack initiation at the interface between tin and (Cu,Ni)6Sn5 intermetallics 

 
Figure III.4–2: Characterization of crack initiation site observed in chip resistor solder joint taken out 

at 135 cycles 
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III.4.2 Crack propagation  

Crack propagation characterization was made from sampled boards taken after 500 cycles. 

The failure analysis revealed the presence of different damage mechanisms under thermal 

cycling depending on the different interconnections. 

The known thermomechanical fatigue mechanism was observed in the BGA and chip 

resistor solder joints. Optical observations and EBSD analyzes of the crack propagation paths 

analysis show the intergranular nature of thermomechanical fatigue failures. Cracks often 

propagate in recrystallized zones (between the highly disoriented tin grain boundaries) with a 

low density of Ag3Sn particles. As Ag3Sn particles coarsening takes place, the dislocation 

motion is favored. After reflow, finely dispersed Ag3Sn precipitates can proceed as barriers to 

the viscoplastic strain-induced dislocations motion and inhibit SAC305 solder degradation by 

dislocation pinning process. However, with larger spacing between Ag3Sn IMCs, the 

dislocations are no longer blocked, the largest particles can constitute good nucleation sites and 

recrystallization is accelerated. Moreover, Ag3Sn precipitates tend to move towards high-

disoriented grain boundaries as coalescence occurs. This migration weakens the grain 

boundaries leading to intergranular crack propagation. This failure mode is induced by a sliding 

mechanism at the grain boundaries due to the shear stresses generated during the cycles.   

                                                                                                                 

 
Figure III.4–3: Favorable intergranular crack path in BGA solder joint after 1300 cycles, (a, b) Ag3Sn 

coarsening and migration, (c) network of highly misorientated recrystallized β-Sn grains 

Analysis of BGA components show that fatigue cracks start to propagate on solder joint 

taken out after 1000 cycles. Several crack propagation paths have been observed and seem to 

be in competition:  

− “Horizontal” propagation, between the two top corners or the two bottom corners (Figure 

III.4–4 (a)), 
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− “Diagonal” propagation, between two opposite corners (Figure III.4–4 (b)), 

Some joints have two horizontal cracks at the same time and diagonal cracking has mainly 

been observed in the corner joints. Crack propagation follows the recrystallized areas but seems 

to do not need a total recrystallization of the highest strain region. Figure III.4–4 (c) illustrates 

the presence of partial crack in locally recrystallized region. This assumes that crack 

propagation and tin grain recrystallization operate at the same time. 

 

  
(a)                                                                      (b) 

 
(c)  

Figure III.4–4: Intergranular crack propagation in BGA solder joint (a) horizontal propagation (b) 

diagonal propagation, (c) partial cracks in locally recrystallized areas 

In the chip resistor solder joints, intergranular crack propagation was observed along the 

component edge on samples have been cycled for more than 500 times. The crack is initiated 

under the component where the inelastic deformations generated during the thermal cycles are 

the most important, then propagates in the part of the solder going up on the side of the R1206 

components following two preferred directions: along the component (Figure III.4–5 (a)) or 

through the solder according to the diagonal (Figure III.4–5 (b)). The presence of defects like 

the voids in high strain region can facilitate the recrystallization in these zones and reduces the 

distance traveled by the crack. Consequently, the cracking path will pass in a privileged way 

through this defect 
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(a)                                                                                      (b) 

Figure III.4–5: Recrystallized tin grains (blue) and favorable intergranular crack paths in chip resistor 

solder joints (a) along the component and through a voids, (b) according to the diagonal 

It is also interesting to note that a high proportion of small β-Sn grains was observed along 

the intergranular crack path. These grains can  result from a local recrystallization process due 

to the high stress concentration at the crack tip during propagation; temperature and viscoplastic 

deformations are always present, allowing a recrystallization on a local scale at the crack tip. 

We can say that it is a phenomenon of recrystallization of grains already recrystallized before 

crack propagation. This shows that crack propagation occurs at the same time with a local 

recrystallization at the crack tip. The same process repeats itself until total crack.  

Characterization of cracks development highlights that intergranular crack propagation take 

an important number of thermal cycles to start after the crack initiation observation. The fact 

that propagation of cracks was not observed earlier hypothesizes that it requires a well-defined 

microstructural damage criterion [102]. Tin recrystallization degree and Ag3Sn density seem to 

be the two factors allowing the identification of common microstructural damage criterion in 

different geometries of SAC solder joints.  A more complete study of these two parameters will 

be presented in the following chapter.  

However, the failure analysis of QFN interconnections revealed the presence of other 

damage mechanisms under thermal cycling. A competition between the usual thermal fatigue 

mechanism and interfacial cracking mechanism was observed in the QFN solder joint. It is a 

mixture of different failure modes with brittle interfacial cracks between IMC and solder bulk 

and ductile intergranular cracks along the high disorientated grain boundaries (Figure III.4–6 

(a)). Figure III.4–6 (b) shows that failure appear to initiate by the development of interfacial 

crack underneath the component then they propagate towards the intergranular crack. 

Recrystallization and Ag3Sn coarsening were often observed as essential for the intergranular 

crack mode. However, they do not appear to be a fundamental for the interfacial failure mode 

(Figure III.4–6 (b)). This mixed mode is usually due to shear stress that generates considerably 

higher solder bulk plastic deformation compared to the tensile stress located at the interface 

IMC-solder bulk [103].  
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(a) 

 
(b) 

Figure III.4–6: Correlation between the mixed failure mode observed on QFN solder joints, tin grain 

recrystallization and Ag3Sn coarsening 

A total interfacial cracks were also observed in the QFN solder joint. Micro interfacial cracks 

were seen to initiate at the interface between solder and intermetallic layers on the component 

side then they develop during the cycling into a macro cracks along the solder. Therefore, the 

region around IMC solder interfaces becomes excessively brittle and fails rapidly. Figure III.4–

7 shows the interfacial crack mode observed in QFN solder joint taken out at 1500 cycles. 

EBSD analysis of this solder shows the absence of tin grain recrystallization along the crack 

path. This validates once again that the recrystallization process is not the responsible 

phenomenon leading to crack propagation. This failure mechanism often happens when the 

solder is subjected to tensile loading [103]. 
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Figure III.4–7: Correlation between the interfacial failure mode observed on QFN solder joints and tin 

grain recrystallization detected by EBSD maps 

Hence, failures in solder due to cyclic shear loading are a mixture of ductile-brittle mode 

with a higher percentage of bulk ductile damage and more important fatigue lifetime than 

interconnections subjected to tensile stress and having brittle failures behavior. FE analysis 

could be a way to highlight the competition between tensile and shear stresses in QFN solder 

joints. Accurate thermomechanical properties of the package materials are also needed. 

III.4.3 Synthesis  

The role of the microstructural evolution on the SAC solder joints cracking under thermal 

cycling is defined in this section. Observations show that crack initiation can appear before the 

onset of the microstructural evolution. This means that crack initiation does not require a change 

in the SAC alloy microstructure. This result has not been revealed in the literature until now 

On the other hand, the study of the crack propagation  of the different studied solder joints 

geometries highlights the presence of two failure mechanisms.  

Tin grain recrystallization and Ag3Sn particle coarsening are the two microstructural 

phenomena preparing a favorable cracking path in the first mechanism. Fatigue cracks in this 

case propagate by a sliding mechanism at the grain boundaries. The failure mode observed is 

thus intergranular crack which agree with the literature. Another finding, it is that crack 

propagation and tin grain recrystallisation operate at the same time and crack propagation do 

not need a total recrystallization of the high strain region. Previous work indicates that crack 

propagation first requires full crystallization of the crack path [15][53]. 

The second mechanism does not need microstructural evolution to occur. Micro cracks 

appear at the interface between solder bulk and intermetallic layers and make this region brittle. 

Then, they propagate under thermal cycles into a total crack along the solder. This failure mode 

present an interfacial brittle crack. A competition between these two failure mechanisms may 

be the cause of appearance of a mixed failure mode. This mechanism was observed only on the 

QFN solder joints. It should be noted that until now the detailed description of the failure 

mechanism of QFN solder joints has not been revealed in previous studies.  
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III.5 Conclusion  

 This chapter has made it possible to characterize the as-reflowed microstructure of 

SAC305 interconnections and its evolutions under thermomechanical loading. The main 

objective was to well describe SAC solder failure mechanism and to identify the microstructural 

changes responsible for cracking under thermal cycles. 

 The tin grain structure in lead-free solder joints to as-assembled BGA, QFN and chip 

resistor components may vary a lot and is affected by a large number of parameters. Tin grain 

structure distribution study highlights the significant presence of the macro-grained 

morphology (90% in some cases). The undercooling condition during solidification is critical 

for the grain structure in solder joints. The interconnections’ geometry appears to affect tin 

grain morphology. An unexpected distort macro grain structure was observed in QFN solder 

joints.  

The chronology of the accelerated thermal tests corresponds to a successive sampling of the 

test towards the microstructure evolution of the various SAC305 considered solder joints. In 

the considered temperature range, the SAC305 alloy mainly made up of tin is indeed likely to 

undergo a recovery process followed by recrystallization. These phenomena were also 

accompanied by various microstructural changes having an impact on the thermomechanical 

damage of SAC305 solder joints. The Ag3Sn intermetallics will first grow and allow the 

movement of the dislocations in the zones of high deformations. The formation of low 

disoriented sub-grains will then evolve towards a network of recrystallized β-Sn grains 

exhibiting strong crystalline disorientations at the grain boundaries. Thus, the main failure 

mode observed is intergranular cracking by a sliding mechanism at the grain boundaries. Thus, 

the first failure mechanism observed in SAC305 interconnections is characterized by the 

propagation of cracks by a sliding mechanism at the grain boundaries. This intergranular failure 

mode was marked in the BGA and chip resistor solder joints. 

 Observations highlight also that crack initiation occurs at the interface IMCs and tin during 

the recovery process. The presence of large (Cu, Ni)6Sn5 and Ag3Sn particles in the highest 

strain region can cause local brittleness in the solder which causes fatigue crack initiation. This 

phase takes a few hundred cycles before cracks begin to propagate. This assumes that a well-

defined recrystallization degree coupled with a threshold Ag3Sn particles density value is 

required to provide favorable intergranular propagation path. The evolution of tin grain 

recrystallization degree and Ag3Sn particles density under thermal cycles will be presented in 

the next chapter in order to define a SAC305 interconnections common microstructural damage 

criterion. 

The failure analyzes showed the appearance of another failure mechanism on QFN solder 

joints under thermomechanical fatigue loading. Cracks often occur at the interfaces between 

the solder bulk and the intermetallic layers and do not require microstructural evolution. It is 

an interfacial failure mode with brittle nature that often happens when the solder joint is 

subjected to tensile loading.  
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 A mixture of the intergranular crack and the interfacial crack was also observed in the QFN 

solder joint. This mixed mode seems to be more damaging than the interfacial mode due to 

shear stress that generates considerably higher solder bulk plastic deformation compared to the 

tensile stress located at the interface IMC-solder bulk.  

This findings show that QFN interconnections have a different behavior compared to lead-

free solder joints in other components (BGA, chip resistor) during thermomechanical fatigue. 

This difference may be due to the package geometry or its material properties (aspect ratio, 

copper lead-frame and epoxy molding compound).  As the initial microstructure is expected to 

have an effect on the thermomechanical behavior of lead-free solder joint due to tin anisotropy, 

the unusual complex as-reflowed microstructure encountered in QFN solder joints can also 

have an impact on their behavior and may cause a different response compared with other type 

of assemblies. 

 These different characterizations constitute the basis of the work developed in the rest of 

this manuscript. The next chapter will treat more in detail the effect of SAC305 solder joints 

geometries on the reliability of lead-free assemblies under thermomechanical fatigue. The 

solder joints lifetimes’ data and the evolution of different microstructural parameters 

(recrystallization degree, Ag3Sn particles density, crack length) will be investigated to 

determine a common microstructural damage criterion promoting the crack development. 
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Chapter IV. Identification of SAC alloy microstructural 

damage criterion 
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IV.1 Introduction  

The degradation of mechanical properties of SAC solder alloys are the result of the 

microstructural evolution during thermomechanical testing. The most well-known and widely 

observed changes are the tin grain recrystallization and coarsening of the Ag3Sn intermetallic 

compounds (IMCs) present in the eutectic regions between β-Sn dendrites. In most of the prior 

investigations, microstructural changes during aging have been investigated by comparing the 

micrographic sections of interconnections subject to different numbers of thermal cycles. In the 

current work, quantitative analyses will be presented to characterize the dynamic of the tin grain 

recrystallization and Ag3Sn particles coarsening.  

This chapter combines in-situ monitoring, failure analysis and microstructural investigation 

in order to understand the link between the lead-free solder fatigue lifetime and the failure 

mechanism during thermal cycling. The fine EBSD analysis of the solder joints after a relatively 

low number of thermal cycles allows the search for degradation indicators in three different 

SAC solder geometries and the identification of the microstructural state promoting the crack 

propagation. The considered components in this study are the BGA, QFN and the R1206 

packages assembled on the FELINE boards having undergone pre-aging for 500h at 100°C 

followed by thermal cycles between -55 and 125°C. This approach aims to identify a common 

microstructural damage criterion for SAC solder joints that governs failure by intergranular 

cracking.   

The first part focuses on the definition of the parameters developed along this chapter and 

used to assess the SAC solder joints behavior during thermomechanical loading. The measured 

lifetimes, the crack ratio, the size of the recrystallized grains and the degree of recrystallization, 

the equivalent diameter of the Ag3Sn intermetallic particles and their density are the considered 

parameters to define microstructural damage criterion representative of SAC solder joints 

thermomechanical fatigue.  

A new approach, based on the microstructural characteristics of the SAC alloy, will be then 

presented to assess the thermomechanical reliability of lead-free electronic assemblies. The 

correlation between the lifetime’s data and the crack evolution measurements will be first useful 

to identify the most important phase in the life service of the SAC solder joints. The evolution 

of each microstructural parameter under thermomechanical testing will be then studied to 

identify the microstructural state of this phase.  The comparison of the behavior of the three 

solder geometries (BGA, R1206 and QFN) will be finally established to define common 

microstructural degradation indicators allowing the prediction of the performance loss of 

SAC305 solder joints in thermal cycling. 
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IV.2 General approach for assessing the reliability of solder joints 

This part aims to define the different indicators allowing the quantitative evaluation of the 

state of the SAC solder joints microstructural damage. Measurements were carried out on 

samples removed from the oven at different times of the thermal cycle. The components 

considered are therefore representative of different levels of damage. The measurement process 

will be described in detail in order to make the direct link between the measured microstructural 

damage criterion and the SAC solder thermomechanical reliability. 

IV.2.1 SAC solder joints lifetimes  

During thermal cycling, solder joints cracking is characterized by an increase in electrical 

resistance of the daisy-chains due to the progressive opening of the circuit. The failure criterion 

chosen for this study is based on the IPC-9701A standard describing failure as a 20% increase 

in the initial electrical resistance of each daisy chain for five consecutive measurements.  

 The criterion is applicable to the QFN and BGA components daisy-chains in which the 

solder joints are in series (Figure IV.2–1 (a)). For the R1206 components, considering that the 

electrical monitoring was done by group of four components mounted in parallel, an offset of 

the resistance base line is expected at each electrical opening (Figure IV.2–1(b)). 

  
(a) 

(b) 

Figure IV.2–1: Resistance monitoring and failure detection in daisy-chains, BGA, QFN (a), chip 

resistors (b) 

Electrical continuity measurement results were then analyzed to obtain the lifetime of each 

package assembled on the test boards. This set of lifetimes is then used to get the number of 

cycles to failure for a 63.2% failure rate.  

A 2-parameter Weibull distribution is thus used to model the number of cycles to failure:   

F(t) = 1 – e
−(

t

η
)
β

 

 

 

(IV.2-1)  

where F(t) is the cumulative failure distribution function or failure rate, η the characteristic 

life (number of cycles to failure for 63.2% of failed specimens) and β the shape parameter. 
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 However, a 3-parameter Weibull distribution can be also used to model the number of cycles 

to failure. Indeed, a 3-parameter distribution presents a better correlation than with a 2-

parameter in some cases [97], thanks to the Anderson-Darling statistics (A² parameter named 

AD on the Weibull plots).  

F(t) = 1 – e
−(
t−γ

η
)
β

 
 

(IV.2-2)  

where F(t) is the cumulative distribution function, γ is the location parameter or “failure-free 

life”, η and β are the scale and shape parameters respectively. The addition of γ and η gives the 

number of cycles to failure for 63.2% of failed specimens, which is equivalent to the 

characteristic life in a 2-parameter distribution.  

Minitab software was used to plot the different Weibull distributions and determine the 

different parameters. 

IV.2.2 Measurements of crack propagation  

In order to correlate between the crack development and the failure detection results, crack 

ratio (Icrack) was defined by the formula below (IV.2-3). It was also used as a criterion for the 

definition of microstructural damage indicators by making the link with the kinetics of the 

evolution of the microstructure of the solder joints of the different studied components.  

Each length measurement was repeated 3 times with an uncertainty not exceeding 1%. The 

length of the crack is measured as a line from the starting point to the tip of the crack.  

For the total length of the crack, the lengths of the measured crack segments are added. 

Individual small crack length (Ci) along the crack path shall be summed and contribute to the 

total length of the crack. If the crack has any contact with a void present in the solder joint, then 

the complete diameter, Di, of the void contributes to the crack length.  

The total length (100%) of the solder joint, defines the reference length used to calculate the 

crack ratio Icrack. It was defined as the visible crack length and the shortest remaining distance 

to the nearest solder joint surface (Li). 

I crack =
∑Ci + ∑Di

∑Ci + ∑Di + ∑Li
 

 

(IV.2-4)  

In case of several crack paths, the most critical (longest) crack (%) is taken into account 

according to the following rule: 

The most critical crack path = the shortest remaining length 

Figure IV.2–2 shows an example of a BGA solder joint observed after 2300 cycles with two 

different crack paths.  The first path present the shortest remaining length (L1+L2) path 1< L2 path 

2. In this case, we take into account the crack ratio of path 1.   
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(a) (b) 

Figure IV.2–2: BGA solder joint with two crack paths (a) crack propagation near the PCB side 

(path1), (b) crack propgation along the diagonal (path 2) 

The evolution of the average crack ratio is finally plotted as function of the cycle’s number. 

The average crack ratio represents the average of the crack ratios of solder joints sampled at the 

same level of cycling. 

Average crack ratiok =
∑ Icrack,i,k
Nk
i

Nk
 

 

(IV.2-5) 

𝑘 is the sample withdrawing date and 𝑁𝑘 is the  samples total number for each withdrawing 

IV.2.3 Definition of microstructural damage indicators 

The results of the previous chapter show that SAC solder joints cracking needs a favorable 

microstructural state to trigger its propagation. Tin grains recrystallization and Ag3Sn 

precipitates coalescence are probably the two microstructural processes allowing the 

identification of SAC alloy microstructural damage criterion. 

 EBSD analyzes make it possible to quantify SAC interconnections failure mechanism by 

following the evolution of Ag3Sn particles and tin grains during thermal cycling. The data from 

the EBSD analyzes are provided under either a set of maps of different types (crystalline phase, 

crystalline orientation, tin grain size, etc.) or an excel table in which all the grains of all the 

phases detected are indexed as well as their parameters (area, equivalent diameter, coordinates, 

Euler angles, etc.). A Scilab program was developed in order to post-process the raw data from 

the excel files and to extract the indicators which characterize the Ag3Sn particles coarsening 

and the tin grains recrystallization.  
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For recrystallization, the first step is to identify the recrystallized grain size and measure its 

evolution during the thermal cycling. The recrystallized grain size was calculated with the same 

approach used in the previous chapter by calculating the diameter of its equivalent circle.  

Then, the program calculates the surface occupied by the recrystallized grains in order to 

trace the evolution of the recrystallization degree. Along this work, the recrystallization degree 

(𝐷𝑅𝑒𝑐𝑟𝑦𝑠𝑡𝑎𝑙𝑙𝑖𝑧𝑎𝑡𝑖𝑜𝑛) was defined as follows:  

DRecrystallization = 
Arecrystallized region

Asolder
  

(IV.2-6) 

The recrystallized area of an interconnect joint is defined as the cumulative areas of all 

recrystallized grains. 

Arecrystallized region = ∑Arecrystallized grain 
 

(IV.2-7) 

A graph showing the evolution of recrystallization degree during cycling is finally drawn 

based on all analyzes carried out on samples removed from the climatic chamber at different 

times of the thermal cycle. 

The same approach was applied to highlight the dynamics of the Ag3Sn particles 

coalescence. We started by characterizing the evolution of Ag3Sn precipitates size. However, 

the smallest detected intermetallics had a diameter of the order of a tenth of a micron against 

ten microns for the largest. Therefore, the study of the Ag3Sn IMCs has been established on the 

particles density rather than their surface percentage. The density of Ag3Sn precipitates is then 

plotted as a function of their size and the cycling. It is presented as:  

DAg3Sn particles = 
 Ag3Sn particles number 

Solderarea
 

 

 

(IV.2-8) 

EBSD analyzes were carried out at different magnifications depending on the region studied 

and the geometry of the solder joints. At a low magnification, the results may lack precision for 

very fine particles like Ag3Sn IMCs and consequently some data are not usable. In this case, 

the EBSD analyzes were post-processed manually on ImageJ software from only tin grain size 

maps in order to measure the solder area and the recrystallized area (Figure IV.2–3). Then the 

equation (IV.2-8) is used to determine semi-quantitatively the recrystallization degree of SAC 

solder joints using. The comparison of the results from the calculations made by ImageJ with 

those of the Scilab code shows that the measurement uncertainty is 1%.  
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The main goal of low magnification analyzes is to collect as much information as possible 

and compare the microstructural evolution in the various neighboring joints. This allows us 

either to identify the location of the first failure or to study the different effects affecting SAC 

solder joint behavior (neighboring interconnection joints, the morphology of the tin grains and 

of their crystal orientations). 

 

 
(a) 

   
(b) (c) (a) 

Figure IV.2–3: Identification of recystallized degree by ImageJ software , (a) EBSD analysis of  

multiple BGA solder joints with low magnification, (b) Choice of solder to be analyzed, (c) Solder 

area (d) Recrystallized area 

IV.2.4 Synthesis  

This section aimed at defining all parameters that will be afterwards used to define the 

microstructural damage criterion allowing the evolution of the reliability of SAC solder joints 

under thermomechanical fatigue. All the measurement steps have been well described in this 

section. The definition of the damage criterion will be based on the measurement of the service 

life of the solder joints by electrical monitoring, the study of the crack development phases and 

the analysis of the evolution of the microstructural indicators. The correlation between these 

different considered parameters will allow first to evaluate the method of detection of electrical 

failure set by the standards in relation to the dates of appearance of the cracks, then to identify 

the microstructural state favorable to the crack propagation phase.  

The following section will represent the results of the analysis of the lifetimes of the three 

components studied. 
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IV.3 Lifetimes analysis results  

The purpose of this part is to be able to collect the maximum of data allowing the comparison 

with the results of the failure analysis and the microstructural study considering that the 

measurement of lifetimes by electrical monitoring is the method recommended by the standards 

to evaluate the durability of solder joints subjected to thermomechanical loads. 

 QFN, BGA and R1206 components were electrically monitored for a thermomechanical 

fatigue life analysis of SAC solder joints. These packages present different material properties, 

geometries and locations solder which allow covering a wide range of durability (Figure IV.3–

1). Results validate that the different studied types of solder joint presents different 

characteristic lifetime [104].  Table IV.3–1 summarizes all the data from electrical monitoring 

results and considered during this study (Number of cycles of the first and the las detect failures, 

the Weibull parameters). The Weibull plots of the three studied components are shown in Figure 

IV.3–2 [104]. 

 
Figure IV.3–1: Characterization of the different studied components after the reflow process (a) 

Microsection on the BGA under the die edge (b) BGA footprint showing the three considered daisy-

chains, (c, d) Microsection of QFN and R1206 respectively. 

IV.3.1 R1206 solder joints lifetimes 

The characteristic life of the R1206 component is 5151 cycles and the 1st failure was detected 

at 3900 cycles (Table IV.3–1). Under the specific experimental conditions, the R1206 

component present the highest durability compared to the BAG288 and the QFN68 packages 

(purple plot in Figure IV.3–2). Monitoring the electrical continuity of a four R1206 components 

group mounted in parallel can delay the detection of failure. Crack development section will 

allow us to verify the accuracy of these results. 
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Table IV.3–1: Thermal cycling lifetime analysis results 
 

QFN68  BGA288 R1206 

DC1 DC2 DC3 

1st failure  1436  2689 2595 2091 3900 

Last failure 2367 4785 4191 3671 5787 

Weibull 

parameters 

β =7 

η = 1919 

β = 8,8 

η = 4226 

β = 9,6 

η = 3707 

β = 8,4 

η = 3100 

β = 9,9 

η = 5151 

 

 
Figure IV.3–2: Weibull distributions for the BGA, QFN and R1206 components: thermal cycling from 

−55°C to 125 °C 

IV.3.2 BGA288 solder joints lifetimes 

For BGA component, the electrical resistance measurements were carried out on the three 

daisy-chains (Figure IV.3–1 (b)) throughout the cycling test in order to detect the location of 

the first failures. It appears that the inner ring (daisy chain 3) of solder joints (green Weibull 

distribution in Figure IV.3–2 ) has the lowest characteristic lifetime compared to the other two 

daisy chains. This means that the first failures are more likely to occur under the edge of the 

silicon die and not under the corner of the component. The presence of the silicon die at the 

level of the internal ring generates significant shear stresses due to its low Coefficient of 

Thermal Expansion (CTE), which can change the critical positions of the first BGA solder ball 

to fail. We call it the “die shadow” effect, which means that the proximity to the die (low CTE 

of 3 ppm/K compared to that of the PCB) prevails over the distance to the center of the package 
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in the location of the first failure [90]. This result highlights that the distance from the neutral 

point (from the center of the components to the corners) is not the only unfavorable factor in 

terms of interconnection position. The study of the electronic assemblies reliability should not 

be based only on geometric considerations but earlier by taking into account the properties of 

each material present in the package.  

IV.3.3 QFN68 solder joints lifetimes 

The QFN component seems to have a different behavior compared to lead-free 

interconnections in other components (BGA, R1206) during thermomechanical fatigue. The 

three-parameter distribution seems to fit better with the curvature adopted by the experimental 

data. It is also possible to interpret the failure distribution as the combination of two populations 

involving competition between two different failure mechanisms. 

 A detailed description of the different phenomena leading to the failure of QFN 

interconnections was carried out in the previous chapter in the part. The results clearly show 

the presence of two mechanisms leading to different cracking modes (interfacial and mixed 

modes). Considering these two different failure modes in the plotting of the Weibull 

distributions validates the presence of two populations (Figure IV.3–3). An early number of 

cycles to failure characterize the first population (black points). However, a late failure 

detection was identified on the second population (red points). CTE measurements of the QFN 

component by TMA/DMA confirmed the use of a "green" package with a low CTE (6 ppm/K 

compared to that of the BGA). This type of component presents a different design and materials 

properties compared to the other packaging’s, which may explain the different behavior of the 

QFN solder joints. 

 
Figure IV.3–3: QFN solder joint Weibull distribution with two slopes 
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IV.3.4 Synthesis  

The lifetime’s results as well as the failure mechanism analysis presented in the previous 

chapter validate the presence of different SAC solder behaviors leading to two types of cracks:    

− Common intergranular cracking, characteristic of the failure of BGA, QFN, and R1206 

solder joints, a consequence of the tin recrystallization and coalescence of Ag3Sn 

precipitates 

− Interfacial cracking, rather transgranular, not requiring recrystallization to develop and 

present only on the QFN interconnections. 

The package design (solder geometry and position, aspect ratio and assembly dimension) and 

its material properties (copper lead-frame and epoxy molding compound) present crucial 

parameters affecting the thermomechanical reliability of SAC solder joints under thermal 

cycling.  

A semi-quantitative investigation is the goal of the next section to better understand the SAC 

alloy thermomechanical behavior and determine the link between SAC solder lifetimes and the 

crack development.   
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IV.4 Crack evolution  

This part focuses on the evaluation of the nucleation time and propagation rate of cracks in 

BGA, QFN and R1206 component board assemblies under thermal cycling condition. A 

correlation between the crack development steps and results of failure detection by electrical 

monitoring is also investigated in order to identify the most important phase on the SAC solder 

joints lifetimes.  Crack measurement has been carried out on samples taken out successively 

during the testing.  

The crack ratio was calculated with the formula defined in section IV.2.2 and the evolution 

of the average crack ratio as a function of thermal cycles was plotted for the three solder 

geometries. The crack initiation and propagation phases were identified as following:  

Crack nucleation phase : 𝐶𝑟𝑎𝑐𝑘 𝑟𝑎𝑡𝑖𝑜 < 20%  

Crack propagation phase: 𝐶𝑟𝑎𝑐𝑘 𝑟𝑎𝑡𝑖𝑜 = > 20% 

A green line has been drawn on the next results graphs to highlight the transition to the crack 

propagation phase. We made also the choice to define a solder joint lifetime measured by optical 

microscopy.  It is the first number of thermal cycles when the cracking ratio reaches 100% (total 

crack). 

IV.4.1 R1206 solder joint 

Figure IV.4–1. (a) shows the average crack ratios of the R1206 solder joint as function of 

the number of thermal cycles. Between 8 and 12 samples were used to calculate each point from 

the graph. The nucleation of cracks in the interconnections of the R1206 board assemblies 

started very early and take on average about 600 cycles.  

 An important scatter was observed in the evolution of the average crack ratio (Figure 

IV.4–1 (a)), which means that solder joints can present a different state of cracking at same 

number of cycles. It is possible that some as-reflowed solder joints have defects that can 

influence the crack rate such as the presence of voids and a substandard shape of the solder. 

These imperfections can cause early failures of lead-free assembly.  
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(c)  

Figure IV.4–1: Characterization of crack propagation in R1206 interconnections under thermal cycling 

(a) average crack ratio evolution, (b) crack ratio in the most critical joint at different level of cycling, 

(c) crack inspection by optical microscopy. 

The crack ratio evolution under thermal cycling was analyzed on the most cracked R1206 

solder joints to validate this hypothesis (Figure IV.4–1 (b)). As expected, the crack propagation 

phase in the critical joints starts earlier compared to that identified from measurement of 

average crack ratio: after 360 cycles according to the crack ratio criteria (=> 20%). The values 

measured on the samples taken at 500, 1000 and 1500 cycles are higher than those respectively 

found at 700, 1300 and 1700 cycles. Crack inspection by optical microscopy of the sample 

taken out 500 cycles shows that the solder presents a different shape with a short remaining 

distance (L). For the solder joints, undergone 1000 and 1500 cycles, voids with large diameters 

were observed on the crack propagation path (Figure IV.4–1 (c)).  

 Figure IV.4–1 (b) allows also the identification of the chip resistor lifetime by optical 

inspection (1500 cycles). This means that the crack nucleation phase in the most critical solder 

joints (360 cycles) represent only about 24% of the lifetime of R1206 interconnections and that 

the rest of service life is controlled by crack propagation. 

IV.4.2 BGA solder joint  

 The evolution of the average and highest crack ratio were also plotted in the BGA solder 

joints. Measurements were carried out only on the corner solder joints under the component 

edge (the corner of the daisy chain 1 shown in Figure IV.3–1 (b)). It is the most critical position 

reported in the literature. For each level of thermal cycling, between four and six samples were 

used. 
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 Figure IV.4–2 (a) shows that crack growth in the BGA interconnections thermal cycling 

starts out almost immediately but relatively slowly (500 cycles). Then, crack development 

accelerates quite suddenly after 1000 cycles that seems to coincide with the number of cycles 

typically required to activate tin grain recrystallization and Ag3Sn coarsening. The measured 

standard deviation present can be due either to the imperfections appeared after the assembly 

process as was the case of the R1206 interconnections or to the measurements carried out on 

solder joints observed from the same component. If a corner joint begins to crack earlier than 

another corner joint, this can generate different stress levels/distribution and therefore different 

cracking states.  

Figure IV.4–2 (b) shows that the first totals crack on the BGA corner joints appear about 

2300 cycles which represents the BGA lifetime calculated by optical microscopy. The crack 

nucleation phase of the most critical interconnections takes about 500 cycles i.e. about 21% of 

the optical lifetime. It should also be noted that analysis of the most critical solder joints 

highlights that total cracks of corner interconnections are often near the PCB side (Figure IV.4–

2 (b)). The crack propagation phase represents also the most longer step on the corner solder 

joints lifetimes of the BGA288 package 

 

  
(a) (b) 

 
(c) 

Figure IV.4–2: Characterization of crack propagation in corner joint of BGA component under thermal 

cycling (a) average crack ratio evolution, (b) crack ratio in the most critical joint at different level of 

cycling (c) Total crack observed near the PCB on the corner solder joints taken out after 2300 cycles 
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IV.4.3 QFN solder joint 

The number of samples considered for the study of the QFN interconnections is between  4 

and 6. Analysis of the QFN solder joints taken at different number of thermal cycling highlights 

the increase of the average crack ratio during thermal cycling (Figure IV.4–3 (a)). The crack 

propagation phase starts after 500 cycles. This is the number of cycles after which the QFN 

solder joints reach 20% cracking. The study of the failure mechanism of QFN solder joints 

under thermal cycling showed the presence of two types of cracking (interfacial and mixed 

crack, previous chapter). This means that the evolution of the average crack ratio does not allow 

studying the crack evolution according to its nature. The high standard deviation measured 

during these analysis can be caused by the presence of two cracking behaviors.  

The crack ratio evolution measured on the most critical solder was plotted with considering 

the presence of two cracking types. Figure IV.4–3 (b) shows that the propagation of interfacial 

cracks seems to be faster than the mixed cracks development. The crack nucleation phase takes 

500 cycles for the first mode compared to 1000 cycles in the case of mixed one. A slower 

propagation phase was observed for mixed cracking. The mixed crack is characterized by a 

combination of the interfacial and the intergranular cracking modes. The intergranular crack 

propagation appears to decrease the propagation rate. The formation of a network of highly 

disoriented tin grains with coarsened Ag3Sn IMCs is required to facilitate the intergranular 

crack propagation. However, interfacial crack propagation does not need SAC solder joints 

microstructural damage. Figure IV.4–3 (b) reveals that the first interfacial total crack happen at 

1500 cycles (Figure IV.4–3(c)). However, the mixed total crack was detected at 2500 cycles 

(Figure IV.4–3 (d)). The crack propagation phase represents 80% and 91% of the measured 

lifetimes by optical microscopy respectively. It is the longer step on the life service of the QFN 

interconnections.  

  

(a) (b) 

0%

10%

20%

30%

40%

50%

60%

70%

80%

90%

100%

0 500 1000 1500 2000 2500

A
v
er

ag
e 

cr
ac

k
 r

at
io

 (
I 

cr
ac

k
)

Number of cycles

QFN68

0%

10%

20%

30%

40%

50%

60%

70%

80%

90%

100%

0 500 1000 1500 2000 2500

H
ig

h
es

t 
cr

ac
k

 r
at

io
 (

I 
cr

ac
k

)

Number of cycles

QFN 68

Mixed crack

Interfacial crack

Crack 

propagation 

Crack 

nucleation 



Identification of SAC alloy microstructural damage criterion 

 

 

123 

 

 
(c) (d) 

Figure IV.4–3: Characterization of crack propagation in QFN solder joints under thermal cycling (a) 

average crack ratio evolution, (b) crack ratio in the critical joint at different level of cycling (c) total 

interfacial crack observed on solder taken at 1500 cycles (d) observation of the mixed cracking mode 

on solder subject to 2500 

IV.4.4 Correlation with lifetimes results  

Table IV.4–1 summarizes all data used to establish the correlation between the lifetimes 

results and the crack propagation measurements. The lifetimes measured by optical inspection 

does not correlate with lifetimes results identified   by electrical monitoring. Crack evolution 

measurement shows that the R1206 package does not present the highest reliability. First total 

crack were observed on the R1206 components taken out at 2000 cycles. This number of cycles 

is very low compared to the first detected failure (3900 cycles) as well as the characteristic 

lifetimes measured by electrical continuity (5151 cycles). The parallel assembly of the chip 

resistor components, chosen when designing the board, seems to be the cause of the delay in 

electrical failure detection. The in situ monitoring was also unreliable for the detection of the 

very first failures in the case of the passive components. 

 Electrical continuity data may be more useful in the case of BGA components. The time of 

the first detected failure (2689 cycles) is close to the date of observation of total cracks (2300 

cycles) although  the characteristic lifetime was too high (4229 cycles).   

Correlation between the crack evolution on the QFN solder joints and the lifetimes analysis 

shows that the total cracks observation (1500 cycles) corresponds to the number of cycles of 1st 

electrical failure (1436 cycles). The characteristic lifetime (1919 cycles) remains always away 

from the date of total cracks formation. Two populations were presented in the Weibull 

distribution of the QFN (Figure IV.3–3). The number of cycle of their appearance correlate with 

the dates of observation of the two types of cracking. The interfacial cracking mode is 

characterized by the first total cracks appearance (before 1500 cycles) which is associated with 

the first population (black points) in the QFN Weibull plots. Total intergranular crack happens 

later on thermal cycling (2500 cycles). This cracking mode seems to be the cause of failures on 

the red population. 
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Table IV.4–1: Correlation between results of crack measurement and electrical failures  

Number of cycles R1206 BGA DC1 

 

QFN 

Intergranular Interfacial 

Crack propagation 

in the most cracked 

solder  

360 1000 1000 500 

1st observed total 

crack = optical 

lifetimes  

2000 2300 
2500 

1500 

 1st electrical failure  3900 2689 1700 1436 

Characteristic lifetime  5151 4226 1919 

 

These results show that failure detection by electrical monitoring can be useful for the 

detection of the very first total cracks. However, it does not allow in any case following the 

steps of crack propagation. The dates of observation of crack propagation appearance are far 

from the various events detected by electrical monitoring.  

IV.4.5 Synthesis  

The nucleation and crack propagation phases have been identified in the R1206, BGA and 

QFN components under thermal cycles thanks to the cracking criterion defined at the beginning 

of the section. The number of cycles after which the nucleation of cracking was observed in the 

various joints therefore proves to be very low in comparison with the optical or electrical 

measured lifetimes. This means that the life service of the solder joints is controlled by the 

propagation of crack. The interfacial crack propagation seems to be faster than the intergranular 

one that causes early failure in the QFN solder joints.  

It is important to recall that the main purpose of this section is to identify the transition times 

to the crack propagation phase in our own components so that we can then correlate them with 

microstructural evolution. The intergranular cracking represents the only and common failure 

mode observed on the BGA and R1206 interconnections. A significant population of the QFN 

joint failed by the mixed mode of cracking where intergranular propagation occurs. A major 

study has therefore been undertaken in the next sections to characterize the microstructural 

indicators changes that govern the recrystallization and Ag3Sn coarsening of realistic SAC 

joints and lead to the transition to the crack propagation phase in our packaging’s  
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IV.5 Tin grain recrystallization  

Tin grain recrystallization phenomena is a primary process for the SAC solder joint crack 

propagation. Quantitative analyses were carried out to identify the size of the recrystallized 

grain and the degree of recrystallization promoting the crack development under 

thermomechanical loading. 

IV.5.1 Characterization of the BGA solder joint evolution  

(a) Identification of recrystallized tin grain equivalent diameter  

The size of the tin grain is an important indicator allowing the characterization of the 

microstructural damage of SAC solder under thermomechanical loading. Measurements of the 

tin grain size and its evolution with thermal cycles were investigated to better understand the 

dynamics of the recrystallization phenomenon. 

Analysis of highest strain regions (near the component or PCB sides) of the  BGA solder 

joints highlighted that the equivalent diameter of the recrystallized grains is between 1 and 30 

µm. Figure IV.5–1 (b) shows an example of the EBSD grains size map carried out near the 

BGA component taken out at 1700 cycles (Figure IV.5–1 (a)). We can clearly observe that the 

network of recrystallized grains have a blue color (size between 1 and 30 µm). It is considered 

that a grain having a diameter greater than 30 µm as the remainder of a macro grain resulting 

from the after reflow state and which is not yet completely recrystallized (green and red grains 

in Figure IV.5–1 (b). For this reason, a visual filter has been applied to the grain size maps to 

better highlight the evolution of this parameter during thermal cycling (Figure IV.5–1 (c)). It is 

also interesting to note that whatever the level of the cycling of the BGA solder joints, the grain 

size remains in the same range (Figure IV.5–1 (d)). 

The grains were then classified by size intervals and the evolution of the recrystallization 

degree of each range under thermal cycling was studied. The objectives is to determine the 

dominant recrystallized grain sizes at the time of crack propagation and  verify whether a certain 

diameter can favor cracking of SAC solder joints.  Results shows a synchronized increase of all 

the ranges of recrystallized grains (Figure IV.5–2).  This observation allows us to conclude that 

there are no grain size which promotes cracking compared to others and assumes that the 

kinetics of recrystallization is fast; the size of the β-Sn grains quickly reaches a threshold value 

from the diameter remains constant.   
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Figure IV.5–1:  Chracterization of recrystallized tin grains in the BGA component side, (a), (b) and (c) 

identification of the tin grain size, (d) evolution of the tin grain size under thermal cycling 

 
Figure IV.5–2: The evolution of the recrystallization degree of the different tin grain size ranges under 

thermal cycling 
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(b) The evolution of the recrystallization degree with thermal cycles  

Measurements of the evolution of the degree of the recrystallization was carried out on the 

BGA components taken at different level of the thermal cycling until the observation of total 

cracks. EBSD analyses have been conducted in order to better understand the role of the 

recrystallization on the crack propagation (Figure IV.5–3 (a) and Figure IV.5–3 (b)). The 

highest strain areas were selected to be analyzed during thermal cycling: Blue frame for area 

near the component edge and black frame for the PCB side region (Figure IV.5–3 (b)).  

Figure IV.5–4 represents the curves of the evolution of the degree of recrystallization during 

the thermal cycling of the studied zones. The recrystallization begins almost immediately within 

the first thermal cycles but relatively slowly then it accelerates quite abruptly after 1000 cycles. 

The degree of the recrystallization remains after that practically constant until the end of the 

cycling. We can also observe that the degree of the recrystallization is higher near the PCB side. 

It reaches 37% compared to the maximum value calculated of the component side (16%). It is 

assumed that the stresses submitted by the studied BGA solder joints on the PCB side are higher 

than on the component side. 

The correlation between the crack development and the recrystallization degree evolution 

shows that the phenomenon of recrystallization was present during the crack development. A 

low degree of recrystallization was measured during the crack nucleation phase. Then, cracks 

propagation near the PCB/component sides only started after 1000 cycles with an important 

increase in the recrystallization degree. The fact that crack propagation does not begin earlier 

shows that it requires a well-defined recrystallization amount to provide favorable intergranular 

generation paths. This correlation shows that BGA solder joint cracking and recrystallization 

develop simultaneously and that crack begins to propagate even before reaching total 

recrystallization.   

It is also important to note that total cracks were located only along the PCB side on joints 

that have been cycled for more than 2300 times (Figure IV.4–2 (c)). This means that the highest 

degree of recrystallization near the PCB side allows the propagation of partial cracks until total 

failure of the solder joints. The observation time of total cracks (2300 cycles) corresponds to 

recrystallization degree of about 35% of studied region (Figure IV.5–4). However, optical 

observations and EBSD maps highlight that total cracks are often present in a completely 

recrystallized region. It should be kept in mind that the degree of recrystallization depends on 

the area of the studied region. The recrystallization zone that will lead to total cracking is 

narrower than we have studied, yet it is in this zone that 100% recrystallization occurs. Thus, 

the degree of recrystallization on the analyzed area is always less than 100%. Consequently, we 

can assume in our study that a total recrystallization (100%) of the crack propagation zone on 

the PCB side happens from 1300 cycles when the curve reaches steady state (about 35% of 

recrystallization of the studied area). 
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(a) (b) 

Figure IV.5–3: Correlation between the carck developpement and the tin grain recrystallization  (a) 

optical observation of cracks, (b)  Recrystallized tin grain size maps 

 
Figure IV.5–4: The evolution of the recrystallization degree of  the BGA solder joints under thermal 

cycles and as function of the intergranular crack developement 

The low rate of recrystallization reached on the component side seems to be not sufficient to 

have a complete propagation of the cracks. No total crack or completely recrystallized areas 

were observed on the component side. The increase in recrystallization degree contributed to 

the transition to the crack propagation phase but the value reached at steady state was not 

sufficient to have total cracks and represents partial recrystallization of the crack propagation 

area. After 1000 cycles, the recrystallization no longer evolves with thermal cycling which 

prevents from going as far as total cracking of the component side. 

It should be remembered here that the solder balls analyzed in this part of the study are 

located under the component corner. Since the quantitative study of the microstructural 

evolution and the measurement of the lifetimes of the solder joints were carried out in parallel, 

it was considered that the most critical joints are located under the corner of the components as 

reported in the literature. However, the electrical detection of BGA component failures has 

shown that the balls under the die are the ones that fail first. Consequently, it can be assumed 
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that total cracks happen earlier in the joints under the die edge. The appearance of these cracks 

can change the location of the highest strain region on the corner interconnections. The behavior 

of each solder joint may depend on the response of the other joints present in the BGA 

component matrix. The behavior of the balls close to the corner ball as well as that of the joints 

positioned under the edge of the die is presented in the next chapter. 

IV.5.2 Comparison with the R1206 and QFN  solder joints geometries  

The same study was carried out on the R1206 and QFN components to compare the SAC 

alloy behavior on different solder geometries The highest strain regions of these components 

were analyzed to characterize the evolution of the tin grain size and the recrystallization degree 

as function of the solder joint geometries. It should be kept in mind that one of the objectives 

of this chapter is to define a common microstructural criterion allowing the evaluation of the 

state of damage of various interconnections geometries. 

(a) Tin grain equivalent diameter  

Analyzes of the R1206 and QFN solder joints taken out at different levels of thermal cycling 

reveal that the recrystallized grain present the same range size as the BGA solder joints. Figure 

IV.5–5 (a) and Figure IV.5–5 (b) present the tin grain size mapping of R1206 and QFN 

interconnections with different microstructural state damage: weak, partial and total 

recrystallization of the crack propagation region. The diameter of recrystallized grains is 

between 1 and 30 µm whatever the level of the thermal cycling and the solder joint geometry. 

Observations show high proportion of small β-Sn grains along the intergranular crack path. 

These grains is supposed to be the result of a local recrystallization of the largest recrystallized 

grains at the crack tip due to the high stress concentration. This assumes that the crack crosses 

the grains with the largest diameter and therefore grains having a diameter of about 30 µm can 

be considered as the grains responsible for crack propagation. 

 Results highlight that the size of the recrystallized grains does not depend on the solder 

geometry but it is a feature of the solder alloy. Therefore, this indicator can be considered as a 

microstructural damage criterion that can be implemented in numerical simulations to improve 

the accuracy of the prediction results since tin grain recrystallization is a common process 

responsible for the failure of different lead-free solder geometries. 
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(a) 

 

 

(b) 

Figure IV.5–5: Recrystallized tin grain size maps at diffirent thermal cycles (a) R1206  (b) QFN68  
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(b) Degree of recrystallization evolution 

In this part, only the recrystallization degree near the PCB side for the BGA component was 

considered since it was the region of the total cracks appearance. The choice of the zones 

analyzed for the QFN and R1206 components was made with the aim of being able to follow 

all the stages of the formation of the intergranular crack propagation path. 

The comparison of the evolution of the degree of recrystallization in the three studied 

geometries shows that the BGA interconnections seems to have a particular behavior compared 

to those of the   R1206 and QFN. Figure IV.5–6 highlights that the solder joints of the R1206 

and the QFN components are characterized by a linear evolution of the recrystallization degree 

as a function of the number of thermal cycles. However, a stationary phase was observed after 

a certain number of cycles when analyzing the BGA solder joints. The resistance and QFN 

solder joint geometries are closer than that of BGA. This may be the origin of the similar 

behavior observed on these two types of solder. 

The correlation between the crack development measurements and the recrystallization 

degree evolution in the different solder geometries shows that the recrystallization evolves 

synchronously with crack evolution. It is present from the crack nucleation phase to the 

appearance of total crack which once again validates that the development of intergranular 

cracks does not require a complete recrystallization of the propagation path.  

 The recrystallization degree promoting crack propagation is of the same order of value for 

the BGA and the R1206 components (8% and 10% respectively). The higher rate of 

recrystallization measured at the time of transition to the crack propagation phase on the QFN 

solder joints (27%) may be due to their particular cracking mode. Indeed, QFN interconnections 

are characterized by a mixed cracking mode which is a combination of interfacial and 

intergranular cracks. In this configuration, intergranular cracks may require a higher degree of 

recrystallization to promote intergranular crack propagation.  

The total recrystallization of intergranular crack propagation path in QFN and R1206 

geometries is only reached at the time of observation of total cracks. As explained in the case 

of the BGA geometry, the maximum recrystallization degree value for each geometry can 

represent a state of complete propagation path recrystallization. The areas of the analyzed 

regions are generally larger than the propagation path area. The very low evolution of the 

recrystallization degrees calculated on the R1206 samples taken after 2000 cycles (total 

cracking of the joints) shows that the recrystallization no longer evolves and reaches to a 

saturation phase. At this step, we can consider that the crack propagation path is completely 

recrystallized. 
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Figure IV.5–6: The recrystallization degree evolution as function of the solder joint geometries 

IV.5.3 Synthesis  

The quantitative analysis of the phenomenon of tin grain recrystallization has made it 

possible to study the evolution of the recrystallized grains size and the recrystallization degree 

of the BGA, QFN, and R1206 solder joints under thermal cycles. 

The measurements show that the equivalent diameter of recrystallized grains is between 1 

and 30 µm. This range does not depend on the solder geometry and does not evolve under 

thermal cycling. We can then consider that the recrystallized grain size is a characteristic of the 

solder alloy which can be implemented in numerical models to improve the accuracy of life 

prediction results. 

The correlation between the evolution of the recrystallization degree and the crack 

development in the three studied components shows that a well-defined degree of 

recrystallization is necessary to trigger crack propagation. This rate is of the same order for the 

BGA and R1206 geometries which are characterized by a common purely intergranular 

cracking mode. For QFN solder joints, the crack propagation seems to require a higher 

recrystallization degree. This can be explained by their particular cracking mode which is a 

mixture between the interfacial and intergranular modes.  
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IV.6 Ag3Sn coarsening 

Ag3Sn IMCs coalescence is the other microstructural phenomenon that characterizes the 

thermomechanical damage. Under cycling, Ag3Sn IMCs in the solder joints coarsen; the largest 

particles grow in size while smaller particles dissolve which leads to a loss of dendritic 

structure. This will decrease the precipitation hardening and make the solder softer, which 

facilitates the recrystallization [10]. The detailed description of the solder failure mechanism 

during cycling, established in chapter 3, shows that the coalescence of Ag3Sn particles is 

activated in the BGA, and R1206 interconnection geometries. Quantitative analyses of the size 

and the density of the IMC particles were performed with all of EBSD data at different levels 

of the ATC in order to identify the indicators underlining the state of microstructural damage 

activated by the Ag3Sn coarsening. Measurement steps were outlined before in section IV.2.3. 

IV.6.1 Characterization of the BGA solder joint evolution  

(a) Changes of Ag3Sn particles size  

Among the different studied packages, this part focuses on the BGA components. We started 

by the characterization of the evolution of Ag3Sn IMCs equivalent diameter. On the same 

approach applied in the previous section, the two most stressed regions in the case of a BGA 

joint (near the component/PCB sides) have been analyzed along the ATC and until observation 

of total cracks (Figure IV.6–1). The measurements were carried out on the balls under the 

component corner. 

The analyzed regions during the first cycles were typically chosen to be interdendritic 

regions with a heavy concentration of IMC particles, characteristic state of the as-reflowed 

solder joints. Samples taken later in the cycling and presenting larger particles mainly localized 

at the level of the recrystallized zones were chosen to characterize the change in the diameter 

of the IMCs during the microstructural damage.  

The variations of the average equivalent IMC diameter as function of the number of 

thermal cycles are shown in Figure IV.6–2. It is evident that the average size of the Ag3Sn 

particles increase with increasing cycling time. The appearance of larger particles seems to 

be more noticeable on the PCB side. This observation correlates with the results of tin grain 

recrystallization analyzes which validates that the level of stress applied by the PCB on the 

corner joints is higher than that generated by the component.  

Nonetheless, a high standard deviation was observed during measurement of the average 

equivalent diameter with an increase in its value all along the thermomechanical cycling. This 

shows that Ag3Sn particles presenting at the as-reflowed state have scatter diameters and the 

appearance of larger particles makes their distribution more dispersed. The Ag3Sn particles 

density seems to be the most suitable parameter highlighting the Ag3Sn IMCs coarsening 

during thermomechanical loading.  
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Figure IV.6–1: Coarsening of Ag3Sn particles on a BGA solder joints taken out after 2000 cycles  

 
Figure IV.6–2: Evolution of the Ag3Sn particles equivalent diameter on the BGA solder during 

thermal cycling 

 

(b) Evolution of Ag3Sn particles density 

To better define the dynamics of IMCs evolution and to make a link with the tin grains 

recrystallization phenomenon as well as the development of cracks in the solder joints, a 

monitoring of Ag3Sn particles density has been established by generating different equivalent 

diameter intervals. The objective is to refine as much as possible the identification of the Ag3Sn 

particles density and size. 
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Assessments reveal that the values of the equivalent diameter are between 0.2 and 3.3 µm. 

Since these particles have nano metric diameters, the evolution of the IMCs density were 

considered for four intervals: [0.1; 1[, [1; 2[, [2; 3[and [3; 4] µm with an increment of 0.1 µm 

in each interval. This choice was applied to obtain results allowing comparison with QFN and 

R1206 geometries. 

 Figure IV.6–3 shows the evolution of Ag3Sn particles density, near the PCB side of the 

BGA solder joints under thermomechanical cycling, for the different studied diameter intervals: 

the histograms present the density of each population belonging to this interval and the curves 

show the evolution of the density of all the particles present in this interval.  

We can clearly observe that we have two different IMCs behaviors according to their 

diameters. The Ag3Sn density decreases with increasing the number of thermal cycles for 

particles having a diameter less than 1 µm (Figure IV.6–3 (a)). This highlights that the smallest 

Ag3Sn dissolve under thermal cycling so that the larger particles start to appear which leads to 

a loss of the dendritic structure.  

Figure IV.6–3 (b, c, and d) reveal an increase in the density of particles with an equivalent 

diameter superior to 1 µm which validates the formation of bigger precipitates. The date of their 

appearance depends on their size. The smaller the IMCs, the earlier the density increase is 

observed. Indeed, the density rises significantly from the first thermal cycles up to 500 cycles 

for precipitates with diameters between 1 and 2 µm. Particles with diameters belonging to 

intervals [2; 3[ and [3; 4] µm appear later after 1000 cycles. 

However, it is interesting to underline that the measured total density of the largest particles 

remains too low compared to the density value of the nanometric particles. This category seems 

to be the predominant population even after the application of a high number of thermal cycles. 

The decrease in its total density throughout thermal cycling causes continuous softening of the 

highest strain region of the solder joints. As the coarsening of Ag3Sn particles occurs, the 

density of the smallest precipitates decreases and their ability to block dislocation movements 

is reduced. IMCs present on the as-reflowed state are finely dispersed and can indeed operate 

like barriers to the viscoplastic strain-induced dislocations motion and inhibit solder joints 

damage by dislocation pinning process. 

The high strain regions show that large IMCs have coalesced where tin grain recrystallization 

takes place and high angles grain boundaries are created (Figure IV.6–4). This observation 

assumes that strain-enhanced Ag3Sn coalescence is controlled by grain boundary diffusion. 

With the increasing size of Ag3Sn precipitates coupled with the lower density (more important 

spacing between particles), the dislocations are no longer blocked, the largest IMCs can 

constitute good nucleation sites and recrystallization is thus promoted.  

The evolution of the Ag3Sn particles density has been correlated with the recrystallization 

degree and the crack phases in order to understand the effect of the largest precipitates growth 

on the tin grain recrystallization and the crack propagation. The Ag3Sn IMCs density were 

measured  at different level of cycling  near the component and the PCB sides for the considered 

equivalent diameter intervals to associate with the recrystallization degree results.   
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(d) 

Figure IV.6–3: Characterization of the Ag3Sn density and size evolution on the PCB side of the BGA 

solder for the four considered diameter intervals (a) [0,1 ; 1[ µm, (b) [1 ; 2[ µm, (c) [2 ; 3[ µm and  (d) 

[3 ; 4] µm 

 
Figure IV.6–4: Strain-enhanced Ag3Sn coalescence controlled by grain boundary diffusion (a) 

crystalline phases map, (b) grain boundaries map 

Figure IV.6–5 shows first that the highest region near the component side present the same 

Ag3Sn particles behavior of the PCB side during thermomechanical loading. The densities in 

the two studied regions are of the same order of magnitude. The coalescence of Ag3Sn particles 

does not seems to be affected by the stress level applied by the PCB as observed during the 

analysis of the evolution of the recrystallization.  
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The correlation between the Ag3Sn particles density and the recrystallization degree shows 

that the two phenomena appear simultaneously. Measurement highlight a significant increase 

of the recrystallization degree after 1000 cycles. This moment corresponds also to the beginning 

of the crack propagation phase. The lowering of smaller particles (between 0.1 and 1 µm) is 

remarkable from the first cycles of thermal testing (before 1000 cycles). However, after 1000 

cycles, the density of this category reached a more or less steady state. This suggests that the 

density value measured at permanent state represent the lower threshold density of the finest 

particles promoting recrystallization. 

The link between the recrystallization and the growth of the largest particles has been also 

revealed. The density of particles having diameter between 1and 2 µm increases gradually 

under thermal cycling and synchronously with the recrystallization degree. After 1000 cycles, 

the density of these particles category multiplied by 5 which shows that the presence of these 

particles accelerates the tin grain recrystallization and consequently the crack development.  

Bigger precipitates with diameters superior to 2 µm are detected only on samples taken out 

after 1000 cycles. The date of the appearance of this population corresponds to the time when 

the highest recrystallization degree was measured. This observation assumes that the largest 

IMCs constitute the most favorable particles for the tin grain recrystallization of the BGA solder 

joints. This population can be also considered as a factor that triggers crack propagation; the 

correlation with the measurements of the crack evolution shows that these particles appear at 

the phase of crack propagation. 
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(b) 

 
(c) 

 
 (d) 

Figure IV.6–5:  The evolution of the total density of Ag3Sn particles in the BGA solder joints on the 

component and PCB sides for the four considered diameter intervals (a) [0,1 ; 1[ µm, (b) [1 ; 2[ µm, 

(c) [2 ; 3[ µm and  (d) [3 ; 4] µm 
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IV.6.2 Comparison with the R1206 and QFN solder joints geometries  

The quantitative analysis of the evolution of Ag3Sn particles was also carried out on the QFN 

and R1206 components. Figure IV.6–6 shows the analyzed regions for this comparative study. 

This choice was made to validate the effect of the solder joint geometry. 

During an EBSD acquisition, the detection threshold of Ag3Sn particles depends on several 

parameters such as the width and height of the analyzed field, the resolution and the step size 

applied. The study of different solder geometries will surely affect these parameters and 

therefore the detection threshold of Ag3Sn IMCs. The parameters applied for the analysis of the 

R1206 and QFN solder joints made it possible to detect Ag3Sn particles having a diameter 

greater than 0.4 µm. However, the finest detected particles on the BGA interconnections have 

an equivalent diameter of 0.2 µm. The maximum equivalent diameter for the three analyzed 

geometries does not exceed 4 µm.  

 

 
Figure IV.6–6: EBSD acquisition zone for each studied geometry 

It is necessary to have a common diameter threshold allowing the treatment of the same 

populations of Ag3Sn particles detected on the R1206, QFN and BGA solder joints. The study 

of the evolution of the density of the BGA Ag3Sn particles having a diameter belonging to the 

interval [0.4; 1[(black curve shown in Figure IV.6–7 (a)) shows that it presents the same 

behavior of those of the interval [0.1; 1[ (black curve shown in Figure IV.6–7 (a)). This assumes 

that particles with diameter inferior to 0.4 µm do not affect the density evolution of Ag3Sn 
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population having a diameter between 0.4 and 1 µm. We can then consider only this population 

([0.4; 1[) to compare the behavior of the finest particles in the different studied solder joints. 

For larger particles, the diameter intervals [1; 2[, [2; 3[and [3; 4] µm were considered.  

Measurements of the evolution of the Ag3Sn IMCs density during thermal cycling show a 

similar behavior for the four diameter intervals on the R1206, QFN and BGA solder joints 

(Figure IV.6–7). The overall effects are shrinkage of smaller particles, and growth of larger 

particles. 

Indeed, during the first cycles, an increase of the density of Ag3Sn with a diameter between 

0.4 μm and 1 μm was observed (Figure IV.6–7 (a)). This can be related to the coalescence of 

intermetallics having a diameter lower than the resolution of the EBSD analysis. Then, the 

density of this population decreases to promote the appearance of larger precipitates. This 

softens the solder alloy which accelerates the tin grain recrystallization under thermal cycles.  

The growth of particles with higher diameter occurs at different times in the thermal cycle. 

The smaller the intermetallics, the earlier their density increase was observed. For precipitates 

with diameters between 1 and 2 µm, the density increases significantly from the first thermal 

cycles. The appearance of this population seems to be faster in the R1206 and QFN compared 

to the BGA geometry. At 500  cycles, the densities measured in the QFN and R1206 geometries 

are 3 and 4 times greater respectively than that of the BGA joint. After 1000 cycles, the density 

of this population no longer evolves and reaches a maximum value. This aspect has been 

observed in three types of solder. The maximum value of the density is of the same order in the 

three geometries. The density of these particles increases simultaneously with the 

recrystallization degree of tin grains. 
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(d) 

Figure IV.6–7: The evolution of the total density of Ag3Sn particles in the R1206, QFN and BGA  

solder joints for the four considered diameter intervals (a) [0,4 ; 1[ µm, (b) [1 ; 2[ µm, (c) [2 ; 3[ µm 

and  (d) [3 ; 4] µm. (The continuous lines correspond to the densities promoting crack propagation on 

the different geometries) 

For bigger precipitates with diameter superior to 2 µm, the coarsening phenomenon is mainly 

observed later in thermal cycling where the recrystallization degree reaches its maximum values 

for the three geometries. That is when the cracks start to spread which means that this 

population plays a favorable role in the intergranular crack propagation. 

IV.6.3 Synthesis  

The evolution of the size and the density of Ag3Sn particles under thermomechanical loading 

was studied in the BGA, QFN and R1206 components. Measurements show that Ag3Sn 

particles involved in the SAC microstructural damage have equivalent diameters between 0.4 

and 4 µm whatever the solder geometries. This interval can be considered as a microstructural 

damage indicator common to the three studied geometries.  The evolution of the Ag3Sn density 

under thermal cycles is characterized by a decrease in the finest particles ([0.4; 1[ µm ) and an 

increase in the largest ones ([1; 4] µm). Precipitates with a diameter greater than 2 seem to be 

the most favorable for tin grain recrystallization. The date of their appearance correlates with 

the moment when the highest recrystallization degree was measured. It should be noted that the 

BGA, QFN, and R1206 geometries present the same behavior. The measurement of the 

equivalent diameter ranges of the Ag3Sn particles and their densities can then be used to 

evaluate the damage state in a solder joint subjected to thermal cycles. 
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IV.7 Conclusion   

A new approach for the assessment of the thermomechanical behavior of the lead-free solder 

joint has been described in this chapter. It combines electrical failure data, characterization of 

crack development and microstructural investigations through EBSD analysis to understand the 

link between fatigue life of lead-free solder and failure mechanism during thermal cycling. The 

main objective was to define a common microstructural criterion representative of the fatigue 

of different solder joints geometries subjected to accelerated temperature cycles.  

Solder fatigue life analysis results allowed the comparison of the behavior of the different 

studied component (BGA, QFN and R1206). Lifetime results validate the different behavior of 

QFN solder joints. This was also observed in the previous chapter where a detailed description 

of the failure mechanism of the different studied solder joints under thermal cycling was 

established. 

The lifetimes obtained from a standard electrical detection criterion were put into perspective 

with the crack evolution characterization to determine the most important phase on the SAC 

solder joint life service. Crack measurements emphasize that crack nucleation phase do not 

exceed 24% of SAC solder lifetime and that the crack propagation phase controls the durability 

of lead-free interconnections. On the other hand, the analysis of the crack evolution shows that 

the as-reflowed state of the SAC solder joints has a significant effect on their thermomechanical 

behavior. Observation shows that the presence of voids can accelerates the crack propagation 

which seems to be one of the causes of early failures appearance which agrees with literature. 

This highlights the necessity of inspecting the voids distribution after the assembly process. 

The interfacial cracks can be responsible of premature failure. Measurements have shown that 

their propagation is faster than intergranular cracks.    

However, the intergranular cracking represents the most observed failure mode on BGA, 

QFN and R1206 solder joints under thermal cycling. The tin recrystallization and the Ag3Sn 

coarsening previously described in chapter III are common processes necessary for the 

intergranular crack propagation in the different solder geometries. The size of recrystallized 

grains and the degree of recrystallization, the size of Ag3Sn particles and their density have 

been defined as microstructural indicators allowing monitoring the microstructural change of 

the SAC solder alloy. The correlation between the evolution of these indicators and the crack 

development under thermal cycles was presented to define the microstructural state promoting 

the crack propagation. 

The quantitative analysis of tin grain recrystallization shows that the equivalent diameter of 

recrystallized grains is between 1 and 30 µm for the BGA, QFN and chip resistor component 

and whatever the level of cycling. The recrystallized grain size can be considered as a feature 

of the solder alloy. The grains having 30 µm seem to be responsible for the crack propagation 

and therefore need to be implemented in numerical models to improve the accuracy of life 

prediction results. The correlation between the evolution of the recrystallization degree and the 

crack phases highlights that crack propagation does not need total recrystallization of the high 

strain region. A well-defined degree of recrystallization is required to trigger crack propagation. 
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This degree is of the same order for the BGA and R1206 geometries which are characterized 

by a common purely intergranular cracking mode. A higher recrystallization degree is required 

for the crack propagation on QFN solder joints. This can be due to their different behavior 

characterized by the mixed cracking mode which is a competition between the interfacial and 

intergranular cracks.  

The study of the evolution of the size and the density of Ag3Sn particles in the BGA, QFN 

and R1206 components shows that particles involved during the microstructural damage have 

equivalent diameter between 0.4 and 4 µm. The behavior of these particles under thermal cycles 

is similar for the three studied geometries. The density evolution of these particles during the 

thermal cycles shows a decrease for the particles having a diameter inferior to 1 µm and an 

increase of those with diameter superior to 1 µm which is representative of the loss of dendritic 

structure. 

Therefore, the size of recrystallized grains and the recrystallization degree, the size of Ag3Sn 

particles and their density can be used as a way of measuring the aging state of solder joint 

presenting a similar cracking mode.  
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Chapter V. Different factors affecting solder joint 

reliability under thermomechanical fatigue 
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V.1 Introduction  

A myriad of factors can influence the thermomechanical performance of SAC solder joints. 

The results from chapters 3 and 4 emphasize that QFN solder joints have different behavior 

compared to the BGA and R1206 joints. The material properties and the design of the assembly 

may have an effect on the thermomechanical behavior of lead-free package. The SAC alloy 

microstructural state before thermal cycling and the position of the solder joints in the electronic 

package are also influent parameters to the reliability of electronic assemblies. In this chapter, 

a study of these parameters will be presented in order to identify those that should be considered 

in the prediction of the SAC solder joints lifetime. 

Accelerated testing, failure analysis, microstructural investigation and finite element 

modelling are the considered tools in this chapter to evaluate the impact of each factor on the 

SAC interconnections response under thermomechanical loading.  The microstructural damage 

indicators identified in the previous chapter will also be used to quantitatively analyze the 

different aspects on the BGA, QFN and R1206 components. 

The effect of isothermal pre-aging will be the first aspect studied in this chapter since this 

condition can influence the SAC solder properties. Lifetimes data and microstructural 

characterization will be used to study the impact of isothermal aging on the thermomechanical 

durability of SAC solder joints. The influence of the SAC solder joint location under thermal 

cycling will be then investigated by studying the behavior of several solder joints at different 

position on the BGA components.  Finally, the as-reflowed microstructure of the SAC alloy 

will be also studied as a factor having an important role to progress on the reliability study of 

solder joint under thermal loading. 
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V.2 Effect of pre-aging on SAC solder joint under thermal cycling  

V.2.1 Lifetime’s analysis  

(a) Effect of pre-aging as function of solder geometries 

i. BGA component  

The effect of pre-aging on the lifetime of BGA joints was studied for the three daisy chains. 

Figure V.2–1(a) confirms a moderate reduction (10-12%) of the characteristic lifetime with 

aging at 100°C in the various rings. The Weibull distributions allow easily the revelation of this 

effect on the two internal daisy chains (Figure V.2–1 (c) and Figure V.2–1 (d)). The analysis of 

the results is more complex for daisy-chain 1 (external balls) because the dispersion of failures 

is very wide for boards aged at room temperature (Figure V.2–1 (b)). 
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(c) 

 
(d) 

Figure V.2–1: Effect of pre-aging at 100°C on the lifetime of BGA joints in the different daisy-chains 

(a) number of cycles to failure of each daisy chain for a pre-aging at 25°C and at 100°C- 500h (b) 

Weibull distribution of daisy chain 1 (DC1), (c) Weibull distribution of daisy chain 2 (DC2), (d) 

Weibull distribution of daisy chain 3 (DC3) 

ii. QFN component 

Storage at 100°C does not seem to have any impact on the thermal cycling life of QFN solder 

joints. Comparing the results, the fatigue lives do not seem to be impacted by isothermal pre-

aging. This is an unexpected result when compared to those in the literature; from these results, 

we can validate that in our study the heat treatment has no effect on the as-reflowed 

microstructure of the QFN solder joints.  
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Figure V.2–2: Effect of pre-aging at 100°C on the lifetime of QFN solder joints 

 

iii. R1206 component  

As explained in section IV.4.4 , the parallel connection of the resistors 1206 has delayed the 

failure detections. It did not provide enough data for the pre-aging condition at 20°C for 

quantitative analysis (Table V.2–1). However, we can consider that the pre-aging at 100°C has 

accelerated the failure detection since the same failure criterion was applied for both conditions. 

Table V.2–1: Failure dates in resistor daisy chains connected in parallel 

 Number of cycles to failure 

Pre-aging at 20°C 3740, 4354 

Pre-aging at 100°C 3900, 4520, 4600, 4723, 4838, 4954, 5189, 5641, 5787 

 

(b) Effect of different pre-aging and thermal cycling conditions   

 In this section, only the BGA solder joints were considered. Two temperatures (100°C, 

150°C) and three durations (100h, 500h, 1000h) were investigated. ATC was performed 

between -55°C and 100°C (TC1) and between -55°C and 125°C (TC2). A 3-parameter Weibull 

distribution was used to model the number of cycles to failure. A better correlation was found 

with a 3-parameter distribution than with a 2-parameter one [97]. 
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 Comparing the results for the components exposed to the two thermal cycling tests, the 

fatigue lives are significantly longer in TC1 than in TC2 (Table V.2–2). For identical isothermal 

aging conditions, the acceleration factor between the two cyclic loading conditions is between 

1.6 and 1.8. The fatigue life was slightly impacted by a prior aging at 100°C.  

From one aging condition to another, the variations of the γ + η value did not exceed 18% 

for TC1 and 11% for TC2. In each TC condition, a small life improvement was observed after 

100h of aging at 100°C. These mild aging conditions must have removed residual stresses in 

the joints. 

 Nevertheless, extended exposure at 100°C proved to lower the solder lifetime. With a 

thermal aging at 150°C, the fatigue lifetime unexpectedly increased. The variations are 

moderate (<19%) but the longest lifetimes were measured for the most severe aging conditions 

(1000h at 150°C). These results imply a time and temperature dependent failure of the solder 

joints. 

 

Table V.2–2: Thermal cycling failure data, with different prior isothermal aging conditions 
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(a) 

 
(b) 

Figure V.2–3 Effect of prior aging at 100 °C on failure in BGA solder joints, thermal cycling from - 

55°C to 100°C (a), from - 55°C to 125°C (b) 
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(a) 

 
(b) 

Figure V.2–4: Effect of prior aging at 150°C on failure in BGA solder joints, thermal cycling from - 

55°C to 100°C (a), from -55°C to 125°C (b) 

V.2.2 Microstructural and failure analysis  

 The analysis of specimens in which failure had been electrically detected revealed that 

the main failure mechanism involved tin recrystallization and strain-enhanced precipitate 

coarsening. The combination of these microstructural processes led to intergranular cracking 

that starts in the solder neck and propagates in the near-package or near-PCB region. No 

difference in failure was noticed between the TC1 and TC2 conditions. The strong 

microstructural degradation and cracking were already noticeable before failure detection 

(Figure V.2–5).  

Unlike isothermal aging, thermal cycling induces precipitate coalescence in a more 

important, strain-dependent and localized way [105]. The solder recrystallized and coarsened 

area provides a favorable path for crack propagation. At the solder level, the failure mechanism 

also seemed to be the same regardless of the prior aging conditions. As the SAC alloy softens 

with aging and Ag3Sn coarsening, its creep strain rate increases [44][105]. It is then possible to 

explain that the microstructure evolution caused by a prior aging can make solder joints fail 

faster in thermal cycling [44][98]. 

 On the other hand, the prolonged lifetimes that were measured after aging at 150°C suggest 

that there may be a threshold in precipitate density and softening beyond which the solder can 

withstand more strain before cracking. A local creep and hardness characterization of the aged 

solder joints could confirm these differences in mechanical properties and their dependence on 

microstructure [106]. In this case, solder may not be necessarily the weak point of the assembly 

and cracks could initiate first elsewhere. 
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Figure V.2–5: Recrystallization and precipitate coarsening assisted failure of solder joints in thermal 

cycling, - 55°C to 100°C (TC1) and - 55°C to 125°C (TC2), white and polarized light observation 

after electrical failure detection 

Cracking in the laminate was specifically investigated in order to explain the variations in 

fatigue life. This phenomenon is known to occur more easily in thermal cycling with lead-free 

assembly processes [107][108] and non-solder mask defined (NSMD) pad configuration [109]. 

Even very small PCB cracks induced by the soldering process could change the dominant 

failure mode in thermal cycling from solder cracking to pad cratering. Laminate cracking may 

lower the stress on the solder joints resulting in a longer fatigue life. Akbari et al. showed that 

very small cracks in the PCB may reduce accumulated creep strain and work in the solder joints 

[110]. Hence, there is a risk of life overestimation in accelerated testing in comparison with 

field conditions that imply milder conditions [108]. No crack was found in the resin substrate 

on the package side. However, several partial cracks were observed on the PCB side after 

various aging and thermal cycling conditions (Figure V.2–6). The largest number of cracks was 

found in samples that experienced the harshest aging conditions (1000 h at 150°C). 

Thermomechanical analysis carried out on aged and non-aged PCB samples (Table V.2–3) 

revealed that the initial glass transition temperature (Tg=149°C) had undergone a shift of 17°C 

after 1000h of exposure at 150°C. An aging of the board laminate near its Tg might modify its 

structure and induce a degradation of its mechanical properties. The softening of the solder 

alloy and the modification of the PCB material could explain that cracking occurs first in the 

laminate under the solder pad. 
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Figure V.2–6: Laminate cracks under solder pads after harsh isothermal aging (1000h at 150°C) 

followed by thermal cycling (-55°C to100°C)  

 

Table V.2–3 Coefficient of thermal expansion (CTE, in ppm/K) and glass transition temperature (Tg) 

measurements on the board material before and after severe isothermal aging. 

 

V.2.3 Synthesis  

This section deals with the effect of isothermal prior aging on the solder microstructure and 

fatigue lifetime of the BGA, QFN and chip resistor components. The tested aging conditions 

(time, temperature) induced various differences in thermal cycling failure data. Even if the 

complete propagation of cracks was detected and observed in recrystallized regions of solder 

joints as usual, the fatigue lifetimes were slightly lowered by aging at 100°C and increased by 

aging at 150°C. It can be explained by the softening of the solder being replaced as the weakest 

part and delaying the failure after cracking occurred in the PCB laminate. 
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V.3 SAC solder joint location effect under thermal cycling  

The location of a solder joint is a very important factor for the lifetime of lead-free electronic 

assemblies under thermomechanical conditions. Lifetimes results presented in the previous 

chapter show that the BGA solder joints under the die edge have the lowest durability compared 

to the other interconnections located elsewhere. However, even with these data, it is not possible 

to predict the first failure position. Failure analysis and microstructural investigations were 

carried out on the interconnections under the component edge and those under the die edge to 

better understand the effect of the solder location on the thermomechanical BGA package 

behavior and to correlate with lifetimes results.   

V.3.1 Solder joint behavior under component edge 

We started by an optical inspection of all solder joints present under the component edge. 

Observations were made on components taken out successively during thermal cycles to 

localize the very first cracks. The analyses show that the most evolved solder joints are the 

closest ones to the corner of the component. 

The studied balls under the component edge (row A) are the five ones close to the package 

corners because these positions seem to be the most vulnerable to thermal cycling due to their 

distance from the neutral axis. The symmetry of the component makes it possible to consider 

that the positions A1 – A5 are equivalent to the positions A22 – A18. In this part, EBSD analysis 

were carried out with low magnitudes allowing the study of the five solder joints for different 

levels of thermal cycles. The recrystallization degree was thus calculated for each solder joint 

with the ImageJ software. The measurement steps were described in detail in the previous 

chapter.  

Figure V.3–1 shows the evolution of the recrystallization degree under thermal cycling and 

as a function of the SAC solder joints positions. A trend appears since the most damaged balls 

in the row A are almost systematically those located at the corners of the components (red bars 

which represent position A1 or A22 in Figure V.3–1 (b)). This therefore confirms the results of 

the literature according to which, in the BGA components, the distance to the neutral point is a 

factor which accelerates the kinetics of recrystallization. From the cracking point of view, the 

observations up to 3000 cycles have shown that only the solder joints at the corner of the 

component have total cracks.  This validates that the corner joints represents the most critical 

position under the component edge (row A).   

However, we can clearly see that the second most recrystallized solder is not necessarily 

located near the corner interconnections. For example, Figure V.3–1 (b) and Figure V.3–1 (c) 

reveal that the second highest degree has been measured for the samples taken at 2700 in the 

solder A4. It is also interesting to note that the recrystallized grain size is always in the same 

range identified previously at any position of the joint. 
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(a) (b) 

 
(c) 

Figure V.3–1: Influence of the solder position under the component on the recrystallisation degree 

evolution during thermal cycling (a) position of the analysed solder joints in row A  (b) histogram of 

degree of recrystallization as a function of the position of the solder joint (c) recrystallized tin grain 

size maps of samples taken out at 1000, 17000 and 2700 cycles 

V.3.2 Solder joint behavior under silicon die edge 

The lifetime analysis revealed that the first failure date and the average lifetime of the inner 

daisy-chain solder joints were lower than those of the other interconnections (die shadow 

effect). Microstructural analyses showed that the failure mechanism is based on the same 

microstructural phenomena, whatever the position in the balls matrix. However, it is the path 

of the cracks which varies from one characteristic position to another, which seems to be 

directly related to stress distribution differences (Figure V.3–2). The stress responsible for 

damaging of the component corner solder seems to be the maximum shear stress, which causes 

the propagation of recrystallization in the diagonals and not only at the interfaces with the PCB 

and the component. Contrary to what is observed in row A, the recrystallized solder joints 

appear to be distributed more homogeneously on the internal ring and not only at the die corner.  
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Figure V.3–2: Comparison of the location of recrystallization and cracking under thermal cycling 

between two characteristic positions in the BGA matrix 

 

  
Figure V.3–3: Total cracks observation on the BGA corner solder and 

The recrystallization of solder joints under the die edge develops most of the time on the 

upper side of the joint, i.e. near the die side. It is important to note that the recrystallized grain 

size is not impacted by the position of the solder joint. The same grain size range was found on 

the solder joints under the die edge  

The recrystallized distribution is often correlated with crack propagation paths. The cracks 

of the most critical solder (A1) under the component edge propagate down the joint near the 

PCB or follow a diagonal path. The cracks of the solder joint located under the die edge 

develops in the upper part of the solder joint near the die side.  
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(a) (b) 

 
(c) 

Figure V.3–4: Influence of the solder position under the die edge on the recrystallisation evolution 

during thermal cycling (a) position of the analysed solder joints in row D  (b) histogram of degree of 

recrystallization as a function of the position of the solder joint (c) recrystallized tin grain size maps of 

samples taken out at 1000, 13000 and 2300 cycles 

The cracking in the joints below the edge of the die appears to be straight compared to known 

intergranular cracking (Figure V.3–3). Tensile stress is often the cause of this mode of cracking. 

This assumes that the interconnections under the component edge and those under the die edge 

are not subject to the same type of stress. The propagation rate of this type of crack can be 

higher than that of intergranular propagation. Total cracks will therefore appear first in the joints 

under the die which can clarify the results of failure detection by electrical monitoring. 

However, the microstructural analyzes at different thermal cycling allowed us to correlate 

between the main phenomena of microstructural damage (tin grain recrystallization and Ag3Sn 

particles coarsening) and the development of the crack under the joints under the die. It can 

then be considered as intergranular cracking mode. 

On the other hand, the micro-sections carried out within the inner row did not show any 

preferential position for cracking. Several total cracks can be observed at different positions of 

the row under the die edge. Conversely, observations of the outermost ring identified the corner 

joint as the one that always cracked first. Analysis of the recrystallization degree evolution has 

0%

2%

4%

6%

8%

10%

12%

14%

16%

18%

0 225 500 1000 1300 1700 2300 2500
𝐷

𝑅
𝑒𝑐
𝑟𝑦
𝑠𝑡
𝑎
𝑙𝑙
𝑖𝑧
𝑎
𝑡𝑖
𝑜

n

Number of cycles

D8 D7 D6 D5 D4



Different factors affecting solder joint reliability under thermomechanical fatigue 

 

 

160 

 

been also investigated in order to better understand the behavior of the SAC interconnections 

under the die edge (row D). The results presented here are only those of the five solder joints 

under the corner of the silicon die (positions D4 – D8 and D15 – D19 shown in Figure V.3–

4(a)) to study the effect of distance from the neutral axis.  

Figure V.3–4(b) shows the evolution of the SAC solder recrystallization degree under 

thermal cycling on studied positions. It reveals a more or less homogeneous increase in the 

degree of recrystallization of the five analyzed positions. The most recrystallized solder is not 

the located under the die corner and no position seems to be preferential to the development of 

recrystallization. This correlates with total cracks observations where no position appears to be 

critical to the failure of the interconnections under the die. From these results, we can conclude 

that the distance of a joint located under the die edge to the neutral axis does not represent a 

factor which accelerates the failure of the solder joints. 

It is also interesting to note that  the comparison between the maximum values degrees of 

maximum recrystallization reached by the joints located on the rows A and D shows that the 

degree of recrystallization is much more important on the joints under the component edge than 

on under the die (37% and 17% respectively). This can be explained once again by the different 

stress distributions applied on each joint.  

V.3.3 Finite element simulation  

Numerical modeling is a good tool to better understand the origin of the different behaviours 

of the solder joints under the die edge compared to those under the corner of the component. 

Due to the symmetry of the BGA package, only a quarter has been modeled in order to lighten 

the simulation model and reduce the calculation time. The dimensions are those of the BGA 

component assembled on our test vehicles. Figure V.3–5 shows the different elements 

considered in the FE model. This model was optimized, mainly by refining the mesh only of 

the solder joints. 

A temperature drop from the reflow point (230°C) to the ambient (25°C) followed by one 

thermal cycle (-55/125°C) has been applied on the model. A fixed point allowing to block the 

displacements in the three dimensions of space is applied to the lower face of the PCB.  

 

Figure V.3–5: BGA assembly model  



Different factors affecting solder joint reliability under thermomechanical fatigue 

 

 

161 

 

Table V.3–1 and Table V.3–2 show the material properties of each element considered on 

the BGA package. Anand's law was chosen to model the creep behavior of the SAC solder joint. 

All other materials have a linear elastic behaviour. Two types of component molds were used 

in this study (mold A and mold B). Mold A has a different materials properties on the first step 

of loading (temperature drop) compared to the thermal cycle. However, the materials properties 

of the Mold B are constant throughout the two steps. The equivalent creep strain was calculated 

in this study.  

A first configuration using the Mold A properties was generated to locate the critical joint in 

the BGA component. This configuration presents the closest properties to the reality and what 

is often found in bibliographical studies 

Simulation results show that the critical solder ball is under the component corner (Figure 

V.3–6 (a)). The calculations clearly show the effect of the distance to the neutral point. The 

farthest balls from the center of the component are the most strained solder joins. Observations 

confirm that critical solder joints under the component edge are often located in the corner. 

However, lifetime analysis revealed that solder joints under the component edge do not 

necessarily have the lowest durability and those under the die edge are the most critical. 

This shows that the properties used in this configuration do not allow the accurate prediction 

of the location of the critical joints leading to the failure of the BGA component. A second 

configuration has therefore been studied by considering the mold B. The goal was to simplify 

the model and identify the effect of the mold properties on the location of the critical joint. 

Table V.3–1: Thermo-elastic properties implemented in the FE model [90] 

Materials 
Young's modulus 

(GPa) 
Poisson ratio CTE (ppm/°C) 

Substrate FR-4 
25 (x,z) 

22 (y) 

0.18 (xy,zy) 

0.15 (xz) 

18 (x,z) 

50 (y) 

Substrate BT 
26 (x,z) 

11 (y) 

0.39 (xy, zy) 

0.11 (xz) 

15 (x,z) 

52 (y) 

Mold 
A 

10, 25<T<165°C 

1, 175<T<230°C 
0.25 

18, 25<T<165°C 

120, 175<T<230°C 

B 10 0.25 18 

Si die 131 0.28 2.8 

Copper 120 0.34 17 

SAC305 

50, 50°C 

45, 125°C 

0.1, 230°C 

0.35 22 

 

Table V.3–2: Parameters of the viscoplastic Anand model for the SAC305 alloy [79] 

A ξ h0 n s m a Q R 

1.08e3 0.0558 9.5e8 4.6e6-3 1.04e6 0.162 1.56 69e3 8.32 
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Mold A Mold B 

 

 

(a) (b) 

 
(c)  

Figure V.3–6: (a) Equivalent creep strain distribution on BGA sold joints of the first configuration 

(Mold A), (b) Equivalent creep strain distribution on BGA sold joints of the second configuration  

(Mold B), (c) volution of the maximum equivalent creep strain on the component corner solder joint of 

model with Mold A (red curve) and the die corner solder joint of model with Mold B (green curve) 
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FE simulations by implementing the properties of Mold B show that the equivalent creep 

deformation is maximum in solder balls located under the edge of the die. Thus, these balls are 

clearly identified as the most stressed balls in the assembly. These results correlate with the 

results of failure detection by electrical monitoring where it has been found that the solder joints 

at the die edge present  the shortest lifetimes However, no position under the die edge appears 

to be critical and all balls are subjected to nearly equal strain levels. Observations validate that 

the cracks are not necessarily under the die corner but they appear randomly on the different 

balls at the die edge. The microstructure of these solder joints seems to play an important role 

in the location of crack appearance. This aspect will be discussed in more detail in the next 

paragraph.  

On the other hand, the level of  equivalent creep strain measured on the die corner solder 

joint of  simulation with Mold B (green curve) seems to be very low compared to the component 

corner solder joint of model with Mold A (red curve). The stress applied by the die seems to be 

evenly divided over all the solder joints present on its edge which can explain the low level of 

equivalent creep strain observed on these joints. The properties considered for the Mold B can 

be also the cause of this result.   

These observations show that the good characterization of each material properties of the 

assembly is an essential task for the accurate prediction of affect the location of the most 

strained solder joints. 

V.3.4 Synthesis  

A comparison between the behavior of solder joints located under the die edge and those 

under the component edge has been made in this section to study the effect of the solder joints 

position on the reliability of lead-free assemblies under thermal cycling. Results show that the 

distance to the neutral point does not always identify the position of the critical solder joint. 

The die shadow effect was a more detrimental factor than the DNP and no position appears to 

be detrimental for the solder joint cracking under the die edge.  

It is also interesting to note that the most cracked solder in this study present the mixed 

morphology. Thus, the effect of the as-reflowed microstructure on thermomechanical behavior 

of SAC solder joints will be presented in the next section.   
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V.4 Effect of the as-reflowed microstructure 

  Another factor influencing the thermal cycling behavior of solder joints is their initial 

microstructure. The microstructure of SAC solder joints after reflow is characterized by diverse 

tin grain morphologies with random crystalline orientations. Due to this complex as-soldered 

microstructure and coupled with the highly anisotropic properties of the tin grain, the 

thermomechanical response of SAC solder joints greatly depends on the morphology and 

crystal orientation of its Sn grains [111]. The effect of these two factors on the SAC solder joint 

behavior will be investigated in this section. The study was conducted only on the BGA 

components.  

V.4.1 Impact of the crystalline orientation on thermomechanical behavior of mono-

grained SAC solder joint 

(a) Finite Element Model of BGA solder joints 

i.   Description of the model  

A model of a quarter Chip Array BGA with anisotropic properties is set up to simulate 

thermomechanical loads to generate a finite element model that allows implementation of 

different combinations of grain orientations. All the solder joints were considered to have the 

single-grain morphology. A temperature drop from the reflow point (230°C) to the ambient 

(25°C) followed by one thermal cycle (-55/125°C) has been applied on the model. 

We have chosen to model the two extreme orientations reported in the literature (c-axis 

parallel and perpendicular to the substrate) with another third orientation with a c-axis which 

makes a 45 degree angle to the board surface. 

 

 

Figure V.4–1: Model of a quarter of a BGA component 
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Anisotropic properties of β-Sn were implemented in ABAQUS through its elastic coefficient 

matrix in stiffness form. This matrix is defined by 6 independent constants due to the tin crystal 

symmetry:  

(

 
 
 

𝐶11 𝐶12 𝐶13 0 0 0
𝐶12 𝐶11 𝐶13 0 0 0
𝐶13 𝐶13 𝐶33 0 0 0
0 0 0 𝐶44 0 0
0 0 0 0 𝐶44 0
0 0 0 0 0 𝐶66)

 
 
 

 

 

V.4-1 

 

 Table V.4–1 presents the tin elastic coefficients used in the FE model. 

Table V.4–1 : Elastic Constants (GPa) of tin used in numerical analysis [25] 

Parameter 𝐶11 𝐶22 𝐶33 𝐶44 𝐶44 𝐶66 𝐶12 𝐶13 𝐶23 

 72.3 72.3 88.4 22.0 22.0 24.0 59.4 35.8 35.8 

 

In order to change the orientation of the solder joints in the model, the elements of the joint 

are rotated using Euler angles. This rotation is done according to a first rotation φ around the z-

axis, followed by θ around the new x-axis and finally Ψ around the updated z-axis and based 

on the rotation matrix:  

R = (

c3c1 − s3c2s1 −c3s3 − s3c2c1 s3s2
s3c1 + c3c2s1 −s3s1 + c3c2c1 −c3s2

s2s1 s2c1 c2
) 

 

V.4-2 

Where 𝑐1, 𝑐2, 𝑐3 and 𝑠1, 𝑠2, 𝑠3 are the cosine and sine of the rotation angles φ, θ and Ψ. 

All other materials in the model were modelled as linear elastic (Table V.3–1). 

ii. Influence of crystalline Orientation on the stress state of the corner joint 

In order to assess the influence of orientations on the stress state of the corner joint, three 

different cases of grain orientation are modelled. In all three cases, all joints have the same 

orientation. The results show that the component corner joint is always the most critical in any 

configuration as shown in Figure V.4–2.  

Figure V.4–3 shows the stress state in the corner joint as a function of orientation. The stress 

state in the solder joints strongly depends on their orientations. Although the highest stressed 

area was in the neck of the joint for all orientations, we noted a variation of the maximum Von 

Mises stress between 5% and 15% depending on orientation. Tegehall et al. argued that the 

orientation has an impact on the behavior of the corner joint and therefore on its degree of 

recrystallization [68]. Therefore, the orientation of the solder joint plays a significant role in the 

time to recrystallization and subsequently in the fatigue life of the solder joints. 
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Figure V.4–2: Von Mises distribution on the solder joints of the BGA component 

 

 

 

 

 

 

 

 

 

 

 

Figure V.4–3: Von Mises stress in the corner joint as function of c-axis orientation 

 

iii. Effect of the orientation of the corner joint on the neighboring balls 

The objective from this part of the study is to understand the impact of corner joint 

orientation on the stress state of neighboring joints. We studied also three configurations but 

only by changing the orientation of the corner joint; the neighboring bumps orientations are 

defined by a c-axis parallel to the substrate for each simulation. For the corner joint (A1), the 

three orientations chosen at the beginning of this section were implemented.  
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Figure V.4–4: Effect of the c-axis orientation of the corner joint A1 on the neighboring bumps; (a) 

A1 with a c-axis orientation parallel to the substrate, (b) A1 with a c-axis orientation 

perpendicular to the substrate 

 

Results of two configurations are presented in Figure V.4–4. Balls of the first range of the 

FE model were cut in half to show the representative stress state of each solder joint. As 

expected, we can observe that the corner joint with a c-axis orientation parallel to the substrate 

is more stressed than that with a c-axis orientation perpendicular to the substrate which validates 

that orientations with very high CTE value are more detrimental to the fatigue life than 

orientations with low CTE values. 

This figure also shows that the stress state of their surrounding balls was impacted by the 

orientation of the corner joint. This effect is more remarkable on the stress distribution of the 

joints A2 and A5 and depends on the value of the variation of the orientations from one bump 

to another. 

 These observations show that orientation has an important effect on the behavior of the 

solder joints and therefore it influences their fatigue life. 

 

iv. Simulations of combinations of different orientations  

To get closer to reality and have a more representative model, different cases of joint 

orientation combinations were modelled. Each case is characterized by a random c-axis 

orientations distribution; the crystal orientations implemented are also those defined at the 

beginning of this paragraph. 
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(c) 

Figure V.4–5: Stress distribution in each joint of the outermost range of the model of three different 

combinations of grain orientation 

Simulations of three different combinations of bumps orientations are presented in Figure 

V.4–5. As shown in this figure, by generating more realistic combinations, the effect of 

crystalline orientation on the behavior of the joints became clearer. Due to the combined effect 

of orientation of joint, its position and orientations of neighboring bumps, the stress distribution 

of each solder joint is unique and locations of most stressed joints change from one combination 

to another.  

 On the other hand, by comparing the stress levels along the simulations carried out in this 

study, we observed that a model which contains joints with different orientations has a higher 

stress level (Figure V.4–5) with differences of 37% compared to the stress level observed in the 

simplest cases (Figure V.4–3) and 25% for configurations where the orientation of the corner 

joint has been modified (Figure V.4–4). 

 These results explain the dispersion in times to failure and lead to the conclusion that fatigue 

life of an area array component will be strongly affected by the initial microstructure of solder 

joints. For that, it is necessary to make lifetime predictions based on a certain combination of 

joint orientations. 
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(b) EBSD maps as function of the c-axis orientation 

This work was also supported by a statistical study of crystalline orientations of solder joints 

having different number of thermal cycles. In order to determine the influence of the tin grains 

orientations on thermomechanical behavior of the SAC305 solder joints, a color code has been 

applied to the EBSD maps of crystal orientations at different levels of thermal cycling. The blue 

and red colors represent the two extreme orientations (c-axis parallel and perpendicular to the 

substrate respectively). A color gradient characterizes the intermediate orientations. Figure 

V.4–6 reveals that most of the joints has an orientation of the c axis greater than 30°. 

 

 
Figure V.4–6: C-axis orientation map of SAC solder taken at different numbers of thermal cycles 

However, given the random aspect that characterizes the crystalline orientation and the 

morphology of the tin grains in the lead-free solder joints, the number of analyzed samples does 

not seem to be sufficient to be able to study the effect of the crystalline orientation on the SAC 

solder joints under thermal cycling. It would be interesting to analyze the degree of 

recrystallization and cracking of various joints with different grain orientation and DNP values 

to compare to the FEM results. 
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V.4.2 Tin grain structure influence  

Since the initial microstructure has a significant role in the study of solder joints reliability, 

the fatigue life of an area array component can be also strongly affected by the tin morphology 

in the solder joints. The statistical study presented in chapter III showed that our 

interconnections are generally characterized either by a macro grained morphology or by the 

mixed structure. 

(a) Impact of the poly-grained structure 

 The data from the experimental characterization of microstructure were also not sufficient 

to study the effect of the macro-grained structure on the thermomechanical behavior of SAC 

solder joints. Simplified Ball scale models were performed to understand the effect of having 

multiple orientations at the solder joint.  

 Simulations were performed on 1-crystal, 2-crystal and 3-crystal solder ball. The 

implemented crystalline orientations are those considered during the study of the effect of the 

crystalline orientation. The SAC alloy was modelled as anisotropic elastic by implementing its 

stiffness matrix. The elastic coefficient matrix are presented Table V.4–1. 

 The top plane was imposed to a shear load, which has a sense along positive Z-direction and  

imposed to a zero y-displacement in order to restrain rigid rotation. The bottom plane was 

imposed to fixed condition (Figure V.4–7(a)). C3D8R node was used in the simulations (Figure 

V.4–7(b)).  

 First simulations were generated in model with one crystalline orientations. Results validates 

one again that the crystalline orientation influences the Von Mises distribution in the SAC 

solder joints. For same loading condition, interconnections do not respond similarly if they have 

dissimilar orientation. However, the stress concentration zone is always near the neck of the 

solder joints regardless of the implemented crystalline orientation (Figure V.4–8 (a) and Figure 

V.4–8 (b)). 

  

 

 

Figure V.4–7: Solder ball model, (a) Boundary and load conditions, (b) meshing 
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 Poly-grained structure modelling by considering two or three crystalline orientations shows 

the appearance of a discontinuity in the Von Mises stress distribution at the grain boundaries 

level (discontinuous black lines shown in Figure V.4–8 (c) and Figure V.4–8 (d)). The solder 

neck remains the zone with the highest level stress. However, it seems to have a more strain 

area compared to the rest. We can clearly see in Figure V.4–8 (c) and Figure V.4–8 (d) that the 

stress concentration is always at the level of the grain having the blue orientation (black arrows). 

This means that the mutual relationship among the grains in terms of orientation and structure 

is influential to induce material deformation. 

 

  

 

(a) 

 

(b) 

 

 

 

 

 

(c) 

 

 (d) 

Figure V.4–8: Combination of the macro-grained structures used for simulation in ABAQUS (a,b) 1-

crystal, (c) 2-crystal and (d) 3-crystal; the arrow points to the area where the Von Mises stress is 

maximum 
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(b) Impact of the mixed morphology  

The impact of mixed morphology on the behavior of joints during thermal cycling is the 

purpose of  this section. 

i. Evolution of twinned interlaced structure on solder with mixed structure   

The different steps of tin grains evolution under thermal cycling was easier to identify in the 

case of the macro-grain morphology. In the previous chapter, we provided an accurate 

description of these stages. The process begins with the recovery phenomenon. β-Sn sub-grains 

(misorientation <5°) and low disorientated grains (<15°) appear in the most stressed areas under 

the component. Then a global recrystallization begins. Grain boundaries with larger angles 

(>15°) form and delimit new tin grains. This network of recrystallized grains spreads across the 

bulk of the solder joint under thermomechanical stress until total recrystallization of the most 

stressed area of the solder 

The solder joints having mixed structure are characterized by the presence of both the cyclic 

and interlaced twinned morphologies. The interlaced structure is often localized near the 

interface between the solder and the copper pad on component or PCB side.  

It is important to first characterize the evolution of this structure under thermal cycling. 

EBSD mapping was carried on solder joints presenting mixed structure and subject to different 

numbers of thermal cycles. The tin grain recrystallization and the Ag3Sn particles coarsening 

are again the phenomena responsible for the cracking of SAC interconnections 

The interlaced morphology seems to have no effect on the failure mechanism of SAC solder 

joint under thermal cycling.  

Figure V.4–9 reveals each step of the formation of a network of new recrystallized grains in 

an interlaced region. All the steps identified during the characterization of the macrograin 

structure have been well found on the interlaced zone of the mixed morphology. The recovery 

phase was detected after 225 cycles. Then the tin grain recrystallization starts. Grain boundaries 

with angle superior to 15° emerge and progressively cross the crystal twin. New crystalline 

orientations were well observed on solder joints taken out at 1000 and 1700 cycles.  

The continuous evolution of tin grain boundaries during thermal cycling can also be 

illustrated by the crystal disorientations diagram. It makes it possible to characterize the 

evolution of the angular distribution of all the tin grain boundaries detected during thermal 

cycling. Figure V.4–10 shows the distribution of disorientation angles for BGA joints 

corresponding to three levels of damage. These results show a significant reduction in grain 

boundaries exhibiting disorientation angles around 60° which means that the crystal twins tend 

to disappear as thermomechanical damage increases. We can also observe that the population 

of joints with angles greater than 15° increases. 

A correlation between the tin grain recrystallization and the evolution of Ag3Sn particles has 

validated the activation of the coarsening phenomenon by thermal cycling in solder joints with 

a mixed structure (Figure V.4–11). 
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Figure V.4–9: Tin grain evolution on mixed solder joints subject to thermal cycling 
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Figure V.4–10: Evolution of the crystal disorientations of the mixed structure under thermal cycles  

 

Figure V.4–11: Correlation between the recrystallization and Ag3Sn coarsening on solder presenting 

mixed morphology 

ii. Evolution of the recrystallization degree as function of the SAC solder joints morphology  

The results of the previous section were used to plot the evolution of the degree of 

recrystallization as a function of the solder joints morphology. Figure V.4–12 presents the 

measured degree of recrystallization on interconnections presenting macro grained and mixed 

morphologies (blue and green bars respectively) and taken at different levels of the thermal 

cycling.  Solder joints with mixed morphology are systematically the most recrystallized 

independently of the solder position in the matrix of the BGA.  
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The macro-grained morphology has a dendritic structure which gives them the ability to 

oppose to the movement of dislocations. This structure seems to be beneficial and delay the tin 

grains recrystallization. On the contrary, the morphology of interlaced twins presents several 

predispositions which make it a critical morphology in thermal cycling. Indeed, at the level of 

the interlaced zone, the dendritic structure of the SAC is missing, which weakens the reinforcing 

effect of the Ag3Sn precipitates and accelerates the tin grain recrystallization.  Moreover, it has 

been found in other studies that the mechanical properties of the interlaced zone are different 

from those with macro grained structure. Thus, the intrinsic property gradient of the joint 

generates additional stresses which materialize by the appearance of important recrystallization 

in solder joints with mixed structures. 

                

 
(a) 

 
(b) 

Figure V.4–12: Evolution of the recrystallization degree as function of the solder morphology (a) 

solder joints under the component edge (b) solder joints under the die edge 
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Morphology Crack The most cracked solder joints 

 

 

 

 

 

 

 

(a) 

 

 

 

 

(b) 

Figure V.4–13: Impact of the mixed morphology on the solder joints cracking 

Observations of the cracking state of two components taken at the same time were 

carried out to validate the effect of the tin grains morphology on the behavior of the solder joint 

under thermomechanical loading. Analyzes were done only on the joints under the die edge 

since they have the first detected failures. The results show that total cracks are present on 56% 

of the joints of the component having 87.5% of its joints with the mixed morphology. These 

cracks are always located in the solder joint presenting the mixed structure (Figure V.4–13 (a)). 

However, no total crack was observed on the component with a low percentage of mixed 

structure (43%) ((Figure V.4–13 (b)). 

V.4.3 Synthesis  

The effect of the as-reflowed microstructure were investigated through finite element 

simulations and microstructural analysis. The behavior of the BGA solder joints as function 

their crystalline orientations and morphologies was studied. Results highlight that the response 

of each solder joint is impacted by  its own crystalline orientation and those of its neighbors.  

The solder joint morphology plays an important role in identifying the location of the critical 

joint.  The mixed morphology seems to accelerate the evolution of recrystallization during 

thermal cycling and consequently the appearance of cracks. The observations showed that the 

first total cracks were observed on the solder joints under the die edge having a mixed structure 

independently of their position in this row.  
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V.5 Conclusion  

Accelerated tests in a thermal chamber took place throughout the thesis. They have generated 

a significant amount of lifetime results and microstructural data for different types of SMD 

components. They also allowed the study of the influence of certain parameters like the 

microstructure of the SAC interconnections and their location on the thermomechanical fatigue 

of lead-free assemblies. The main goal of this chapter was to identify the mandatory parameters 

to be taken into account in the reliability study of SAC solder joints subjected to thermal cycles. 

The impact of isothermal aging on the behavior of the SAC305 alloy in thermal cycling, 

both at the level of the microstructural behavior and on the characteristic lifetime of the different 

studied components, was evaluated for several aging conditions, dependent on time and 

temperature. The thermomechanical durability of SAC solder joint was slightly lowered by 

aging at 100°C and increased by aging at 150°C. This shows that constitutive laws of the SAC 

alloy must consider the isothermal storage effect for an accurate prediction of the reliability of 

electronic assemblies. 

The study of the impact of the location of the joints in the BGA package has shown that the 

distance to the neutral point does not always make it possible to identify the position of the 

critical joint. The lifetime data shows that the solder joints under the die edge present the lowest 

durability. Interconnections under the component edge have the highest lifetime. In our case, 

we can consider that the die shadow effect is more weighting than the distance from the neutral 

point. It is interesting to note that the solder under the die edge and the component corner do 

not behave in the same way under thermal cycling. Different distributions of recrystallization 

have been observed depending on the position of the solder joint. Finite element simulations 

was used to better understand die shadow effect on the SAC solder behavior. Results show that 

the slightest change in the material properties can modify the location of the most strained joints 

which means that the good characterization of the material properties of the assembly is a 

crucial task for the accurate prediction of the critical joint position. 

On the other hand, the failure analysis of all solder joints under the edges of the component 

and the die was carried out to localize the critical position on these rows.  Observations highlight 

that the corner balls under the component edge are the first to fail with respect to its neighbors. 

However, the first failures at the die edge were not necessarily observed in the corner but on 

solder joints having mixed morphology.  

The as-reflowed microstructure has been thus identified as influential factors on the SAC 

solder behavior and the kinetics of the failure mechanism under thermomechanical loading. The 

impact of the tin grain crystalline orientation and morphology was investigated through FE 

simulations and microstructural characterization.  Numerical results emphasize the SAC solder 

stress distribution depend strongly on its orientations and affected by the response of its solder 

joints neighboring. The generation of a combination of solder joints having random crystalline 

orientation, which is the closet case to reality, underlined an increase of 37% in the Von Mises 

stress level compared to the configuration where all interconnections have the same orientation. 

From a morphological point of view, observation indicate that partially interlaced solder joints 
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could be detrimental for the characteristic fatigue life. Solder joints presenting the mixed 

morphology were more sensitive to recrystallization than macro-grained structure. They present 

the highest recrystallization degree whatever their location in the package which can accelerate 

the crack propagation under thermal cycling. This finding shows the need to take into account 

the microstructure in the identification of the thermomechanical fatigue model of the SAC305 

alloy.   
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General conclusion  

The majority of existing predictive models do not capture the effect of the as-reflowed 

microstructure and its evolution during thermal cycling tests. Lack of that information greatly 

influence the accuracy of predicted failure times of electronic packages. Significant efforts are 

needed to develop constitutive models that take into account the evolving microstructural 

effects, such as Ag3Sn particles coarsening and formation of a network of tin grain boundaries 

in high-strain regions, which ultimately result in the intergranular cracking that is unique to Pb-

free assemblies. A detailed understanding of these microstructural interactions is crucial to 

develop representative reliability models. This thesis presented a research work contributing to 

a better comprehension of the effect of the as-reflowed microstructure and its evolution on the 

thermomechanical fatigue behavior of lead-free solder joints. The work dealt with both the 

study of degradation physics and the development of methods for assessing the reliability of 

SAC solder joints. In-situ monitoring, failure analysis, microstructural investigation and 

multiscale finite element modelling are the used tools to identify factors that need to be 

considered to provide an accurate fatigue law. 

A large accelerated thermal cycling campaign was therefore carried out in order to determine 

the link between each step of the failure mechanism and the life service of the solder joints. 

Isothermal aging followed by accelerated temperature cycles is the accelerated test type 

considered to study the thermomechanical reliability of SAC solder joints. For the isothermal 

pre-aging two temperatures (100°C, 150°C) and three durations (100h, 500h, and 1000h) were 

investigated. Some boards have not been stored and remained on their as-reflowed state (a 

condition called "pre-aging at 20°C"). Two thermal cycles were also considered according to 

the TC4 (-55°C/125°C) and TC5 (-55°C/100°C) test conditions of the IPC-9701. Three types 

of components, BGA, QFN and R1206 were studied in order to define a common 

microstructural damage criterion. The investigation of the evolution of the microstructure was 

based on subjecting the components to different state of aging test and analyzing the solder 

joints by optical imaging and EBSD analysis. 

As-reflowed SAC305 solder joint microstructure 

The observations of as-reflowed solder joints showed that the classic SAC microstructure 

characterized by the presence of β-Sn tin matrix with cellular structures of fine Ag3Sn particles 

in the eutectic regions. The inter-dendritic spaces are characterized by the presence of 

(Cu,Ni)6Sn5 intermetallic compounds, which are larger than Ag3Sn particles. The presence of 

nickel in these precipitates depends on the amount of dissolved nickel from the component and 

PCB finish. Nickel also participates in the formation of intermetallic layers at the component 

and PCB side interfaces. The layers are composed of (Cu, Ni)6Sn5 and (Ni, Cu)3Sn4 or a mixture 

of these IMCs depending on the quantity of nickel. This microstructure has a truly random 

distribution with very varied morphologies. Polarized light observation highlight that it consists 

of few large β-Sn grains and can be described as macro grained or mixed with presence of both 

cyclic twinned and interlaced structures.  
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As the initial microstructure is expected to have an impact on the solder thermomechanical 

behavior due to tin anisotropy, a quantitative analysis of tin grain morphologies distribution 

was made on several components.  It highlights the significant presence of the macro-grained 

morphology in the BGA and R1206 components. QFN interconnections show a practically 

equal distribution between SAC solder with poly-grained and mixed structure.  

However, a large number of parameters like the undercooling condition can affect tin grain 

structure during solidification and the interconnections geometry. A particular distorted macro-

grained morphology was highlighted by EBSD analysis of QFN solder joints. We have 

qualified it with a noticeable gradient in crystalline orientation and a clear substructure in the 

form of long slats compared to the other types of solder. This specificity is probably linked to 

the cooling conditions of the solder in this geometric configuration.   

Role of tin grain recrystallization and Ag3Sn coarsening on the SAC solder cracking 

under thermomechanical fatigue 

An in-depth microstructural investigation of the evolving SAC305 solder joint 

microstructure along thermomechanical fatigue is the global approach to understand the role of 

tin grain recrystallization and Ag3Sn coarsening on the SAC solder cracking under 

thermomechanical fatigue. According to analyses performed on the BGA, QFN and R1206 

interconnections at different levels of cycling, the main failure mechanism in lead-free solder 

under thermomechanical fatigue can be summarized in three steps. 

First, a recovery process occurs in the high strain regions accompanied by a slight precipitate 

coarsening of Ag3Sn IMC particles. Slow growing of crack initiation at the interface between 

tin and (Cu, Ni)6Sn5 intermetallic appears also at the same time. The crack initiation is 

associated with local recrystallization at the interface of IMCs. 

In the second stage, recrystallization with a high Ag3Sn coarsening will occur all the way 

through the highly stressed area until a well-defined recrystallization degree coupled with a 

threshold of Ag3Sn particle density value providing favorable intergranular propagation paths. 

In the recrystallized region, a large number of highly disorientated tin grains will be generated. 

Ag3Sn IMCs migration takes place and the large particles tends to move towards grain 

boundaries to facilitate intergranular crack growth.  

Finally, the intergranular cracks will propagate in the recrystallized area with local 

recrystallization at the crack tip. This process repeats itself until complete cracking. 

A second failure mechanism that does not require tin grain recrystallization and Ag3Sn 

coarsening to occur was observed only on the QFN solder joints. Micro cracks appear at the 

interface between solder bulk and intermetallic layers and make this region brittle. Then, they 

propagate under thermal cycles into a total crack along the solder. This failure mode presents 

an interfacial brittle crack. It is generally generated due the high tensile stress located at the 

interface IMC-solder bulk. A competition between the intergranular and the interfacial cracking 

was also detected and may be the cause of appearance of a mixed failure mode. This mode is 

usually due to shear stresses that generates considerably higher solder bulk plastic deformation 

compared to the tensile stress located at the interface IMC-solder bulk.  
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Identification of SAC alloy microstructural damage criterion 

An innovative microstructural approach allowing the identification of a SAC alloy 

microstructural damage criterion was developed.  The link between measurement of the solder 

joints lifetimes by electrical monitoring, the study of crack development and the quantitative 

investigation of the microstructural evolution was established to determine the most important 

phases on the SAC solder joint life service.  

Results of lifetime analyses validated the different behavior of the QFN solder joints 

compared to the BGA and the R1206 components. Putting life analysis data into perspective 

with measurement of crack evolution showed that the interfacial cracking is faster than the 

intergranular cracking which is the origin of early failures on QFN interconnections. It revealed 

also that the lifetime of solder joint under thermomechanical fatigue is controlled by the crack 

propagation phase and that the crack nucleation phase does not exceed 24% of SAC solder life 

service.  

The intergranular crack propagation represents the most observed failure mode on BGA, 

QFN and R1206 solder joints under thermal cycling. The tin recrystallization and the Ag3Sn 

coarsening are phenomena leading to this failure mode in the different solder geometries.  A 

quantitative analysis of the microstructural evolution was done in order to define the 

microstructural state promoting the intergranular cracking. The size of recrystallized grains and 

the degree of recrystallization, the size of Ag3Sn particles and their density have been defined 

as microstructural indicators allowing monitoring the microstructural evolution of the SAC 

solder alloy.  

The study of the evolution of tin grain size during the thermal cycling highlighted that the 

equivalent diameter of recrystallized grains is between 1 and 30 µm for the BGA, QFN and 

chip resistor component. This range did not evolve under temperature cycles. The recrystallized 

grain size can be thus considered as a feature of the solder alloy. The correlation between the 

evolution of the recrystallization degree and the crack development showed that crack 

propagation does not need total recrystallization of the high strain region. A low degree of 

recrystallization seems to be sufficient to trigger crack propagation. This degree is of the same 

order for the BGA and R1206 geometries (8% and 10% respectively). A higher recrystallization 

degree is required for the crack propagation in QFN solder joints (27%). This can be explain 

by their different behavior characterized by the mixed cracking mode, which is a competition 

between the interfacial and intergranular cracks. It is assumed that this mode requires a high 

degree of recrystallization for crack propagation. Therefore, the degree of recrystallization can 

be used as a way of measuring the damage state of solder joint presenting the same failure 

mode. 

The evolution of the size and the density of Ag3Sn particles under thermomechanical loading 

was also studied in the BGA, QFN and R1206 components. Measurements highlighted that 

equivalent diameters of Ag3Sn IMCs is between 0.4 and 4 µm whatever the solder geometries. 

The analysis of the Ag3Sn density evolution under thermal cycles shows a similar behavior in 

the three studies geometries. However, the Ag3Sn precipitates present too different behavior as 

function of their diameter range. A decrease of density was measured on the finest particles 



General conclusion 

 

 

182 

 

having diameter between 0.4 and 1 µm. For larger precipitates ([1; 4] µm), the density increases 

during thermal cycling. On the other hand, particles with a diameter superior than 2 µm were 

identified as the most favorable for the tin grain recrystallization and crack development. Their 

appearance correlates with the time when the highest recrystallization degree was measured. 

Thus, the equivalent diameter ranges of the Ag3Sn particles and their densities can be used to 

assess the damage state in solder joints under thermal cycles. Taking into account these two 

factors in the prediction models can advance the field of reliability of SAC joints. 

Different factors affecting solder joint reliability under thermomechanical fatigue 

Lifetime results, failure analyses as well as microstructural investigations have shown that 

QFN solder joint exhibit a different thermomechanical behavior compared to the BGA and the 

R1206 components. The unexpected highly complex microstructure observed on the as-

reflowed QFN solder joints can have an impact on their response. The material properties and 

the assembly design represent factors influencing solder joint reliability under 

thermomechanical fatigue. 

The effect of the properties materials/design of the assembly (die shadow effect and solder 

location) and of the initial microstructure (before cycling) have therefore been studied to 

determine those necessary to be implemented on reliability models. 

 The assessment of the properties materials/design of the assembly was carried out by 

studying the effect of solder joint position on the BGA package behavior.  Results highlighted  

that the distance from the neutral point (from the center of the components to the corners) is not 

the only unfavorable factor in terms of position. In our case, solder joints under the die edge 

presented the lowest characteristic lifetimes and interconnections under the components edge 

were characterized by the highest durability. This can be explained by the die shadow effect. 

The identification of the most critical solder by failure analysis of each balls row of the package 

showed that the first failures often happen in the corner for solder located under the component 

edge. However, no particular position seems to be critical for interconnections under the die 

edge. The observations also revealed that the joints under the component corner and under the 

die have different recrystallization distributions. Finite element simulations validated that 

solder joints under the component edge do not behave like the balls under the die. The 

Coefficient of Thermal Expansion (CTE) of the die and the component are the reason of this 

behavior. The presence of the silicon die near of the inner row also generates significant shear 

stresses due to its low CTE, which can change the critical positions of the first BGA solder ball 

to fail. The study of the electronic assemblies’ reliability should not be thus based only on 

geometric considerations (distance from the neutral point) but earlier by taking into account the 

good properties of each material present in the package. 

 To understand the effect of the initial state of the microstructure on the thermomechanical 

reliability of SAC solder joints, we started with the study of the isothermal pre-aging effect. 

Results showed that solder joints lifetimes may decrease or increase depending on storage 

temperature. The impact of changing the material properties of the assembly under the effect 

of isothermal storage must be thus considered in the prediction of failure times.  
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 The presence of voids in the initial state can be considered as a critical factor for the 

thermomechanical performance of SAC solder joint. The analysis of the crack evolution shows 

that interconnections having voids presents faster crack propagation rate. It is then important to 

define proper rules of qualification regarding voids distribution in such packages. 

 

 The effect of the as-reflowed microstructure was also investigated by evaluating of the 

impact of the crystalline orientation and morphologies of tin grains on thermomechanical 

response of BGA components. Results revealed a clear dependence of the thermomechanical 

response of SAC solder joints on Sn grain orientation. Finite element simulations showed that 

SAC solder joints stress distribution is strongly impacted on its orientations and affected by the 

response of its neighboring interconnections. The generation of a combination of solder joints 

with different crystalline orientations increases of 37% the Von Mises stress level compared to 

the configuration where all solder joints have the same orientation. This analysis demonstrates 

that certain combinations of orientations applied stress that may result in anomalously early 

failures. 

 The tin grain morphology effect was also provided. The comparison of the evolution of 

recrystallization degree on solder joint having polygrained and mixed structures showed that 

mixed morphology could be critical for the characteristic fatigue life. Solder joints presenting 

partially interlaced structure often present the highest recrystallization degree whatever their 

location in the package which can accelerate the crack propagation under thermal cycling. It 

should be noted that the characterization of the stages of the evolution of tin grain identified in 

the interlaced zone are the same as that found during the study of the joints presenting the 

polygrained morphology. The mixed structure only accelerates the onset of recrystallization. 

The tin grain orientation and morphologies are thus primordial factors that need to be take into 

account in the development of the thermomechanical fatigue model of the SAC305.  
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Perspectives  

The presented work opens up a relatively large number of perspectives, complements to 

certain parts or new axes of study. The thesis results well validated the need to take into account 

the SAC microstructure in the reliability study of lead-free assemblies under thermomechanical 

loading.  

A design of a specimen allowing the mechanical characterization of the solder joints 

behavior by considering the effect of as-reflowed microstructure and its evolution was done, 

and is currently under validation in the process of validation. The objective is to carry out strain 

hardening and creep tests to refine the identification of the Anand model parameters for the 

description of the viscoplastic behavior of SAC interconnects. This step is necessary to provide 

representative prediction models.  

With regard to the continuation of the work carried out on the effect of the crystalline 

orientation on SAC solder joint thermomechanical behavior, the identification of the most 

critical combination of tin crystalline orientation by experimental process requires an infinite 

number of samples. FEM should be used in future work to run an important number of 

simulations with different sets of joint orientations. A sensitivity analysis based on Monte Carlo 

method would allow us to define multiple distributions of orientations. The results compiled 

into a response surface would permit to define the most critical case. These response surfaces 

would also be useful for studying the distribution of predicted lifetime as a function of 

crystalline orientations and positions of solder joints. However, the experimental study of the 

distribution of the crystalline orientations of the grains in the components remains necessary to 

generate models close to reality.  

The modeling of tin recrystallization and Ag3Sn coarsening also seems important to refine 

reliability models of SAC solder joints. The identified microstructural indicators (size of 

recrystallized grains and the degree of recrystallization, the size of Ag3Sn particles and their 

density) can be used to define a more representative fatigue criterion that depends on the 

microstructure features. These indicators can also be useful for evaluating the state of aging of 

SAC interconnections. Artificial intelligence is a good way to quickly post-process EBSD data 

from several samples and then compare their status. 

 The study of the thermomechanical response of QFN components by finite element models 

will make it possible to evaluate the nature of the constraints applied to this solder geometry 

and reveals the points of difference with the other studied components studied (BGA and 

R1206). 

 

 The multiscale modeling (boards, components, solder joints and tin grains) then became a 

primary approach to assess the thermomechanical lead-free solder joints reliability. 
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