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Summary

The present work focuses on one of Additive Manufacturing (AM) processes, Selective Laser
Sintering (SLS) of polymer powders. It aims at improving, qualifying and validating the numer-
ical tool developed on the one hand and on the other hand understanding and improving SLS
processes. The numerical tool developed considers laser beam-polymer powder interaction,
melting process, coalescence, air diffusion, porosity evolution, and crystallization. To qualify
the numerical work performed and the results obtained, experiments are also conducted to
measure surface temperature by an IR camera, sample dimension, and porosity distribution in
the manufactured samples by X-ray computed tomography.

Important modeling work is realised on laser beam-polymer powder interaction: the
Mie theory and the Monte-Carlo method are combined to take scattering into account and
propose models for laser heat source. To qualify the proposed scattering models, they are
used to perform numerical simulations of single-sweep/single-layer, multi-sweep/single-layer
and multi-sweep/multi-layers SLS cases and the results obtained are compared with those
provided by the experiments and the Beer-Lambert law. A scattering model distributes laser
power in a larger but less deep zone compared with the Beer-Lambert law and numerical
simulation using a scattering model predicts better the surface temperature and the thickness
of the manufactured samples. Effects of the parameters such as anisotropy factor, porosity of
the powder bed and particle size on the scattering model are analysed. Effects of the process
parameters such as laser power, scanning speed, scanning space, scanning length, porosity,
and preheating temperature are also studied.

Another important contribution of the present work concerns the prediction of the av-
eraged porosity and the porosity distribution in the samples manufactured in multi-sweep/multi-
layer cases. Comparison of the numerical results with the measurements of X-ray computed
tomography shows a reasonable and encouraging agreement.

Key words: selective laser sintering (SLS), numerical modeling, scattering model,
temperature distribution and evolution, shrinkage, porosity.
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Résumé

Le présent travail s’intéresse à l’un des procédés de Frabrication Additive, SLS (Selective
Laser Sintering) des poudres de polymère. Il a pour objectif d’améliorer, qualifier et valider
l’outil numérique développé d’une part et d’autre part de comprendre et améliorer les procédés
SLS. L’outil numérique développé prend en compte l’interaction laser-poudres de polymère,
le processus de fusion, la coalescence, la diffusion d’air, l’évolution de la porosité, et la crys-
talisation. Afin de qualifier les travaux numériques réalisés, les travaux expérimentaux sont
également réalisés pour mesurer la température de surface à l’aide d’une caméra IR, les dime-
sions des échantillons et la ditribution de la porosité dans les échantillons fabriqués à l’aide de
la tomographie à rayon X.

L’important travail de modélisation a été réalisé sur l’interaction laser-poudres de
polymère : la théorie de Mie et la méthode de Monte-Carlo sont associées pour modéliser
la diffusion du laser et proposer des modèles de diffusion. Afin de qualifier les modèles de
diffusion proposés, ils sont utilisés dans des simulations numériques et les résultats obtenus
sont confrontés avec les mesures expérimentales et les résultats issus du modèle de Beer-
Lambert. Le modèle de diffusion distribue la puissance d’un laser sur une zone plus grande
et moins profonde par rapport au modèle de Beer-Lambert et son utilisation en simulation
permet une meilleure prédiction sur la température de surface et l’épaisseur des échantillons
frabriqués. Les effets des paramètres comme facteur d’anisotropie, porosité du lit et rayon
moyen des particules sur les modèles de diffusion ont été étudiés. Les effets des paramètres de
procédé comme puissance du laser, vitesse de scan, espacement des scans, longueur scannée,
porosité du lit, et température du préchauffe sur les échantillons fabriqués sont aussi explorés.

Une autre contribution importante du travail concerne la prédiction de la porosité
moyennée et la distribution de la porosité dans les échantillons fabriqués dans un procédé de
multi-scans et multi-couches. La comparaison des résultats numériques avec les mesures de
tomographie à rayon X montre un accord raisonnable et encourageant.

Mots-clés: SLS (Selective Laser Sintering), modélisation numérique, modèle de
diffusion, distribution et évolution de la température, retrait, porosité.
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Introduction

Research background

In recent decades, digital revolutions were undergoing in communications, imaging, architec-
ture and engineering. Additive manufacturing (AM) can bring digital flexibility and efficiency
in manufacturing products by using CAD software or the 3D scanning technique to direct the
scanner to accurate geometric positions and melt materials layer by layer. The first patent
about AM technology could go back to 1920 when Ralph Baker filed the US Grant US1533300A
with the title ’Method of making decorative article’ [1]. The first commercial usage of AM
has been since the 1989s, due to a revolution in the 3D modern industry introduced in AM
technology, the three-dimension model is suitable for designing and fabricating complex ge-
ometries objects [2]. In the 1990s [3], the 3D print technology is developed by MIT university
which solidified thin layers of the ultraviolet light-sensitive liquid polymer by a laser, and the
Extrude Hone company is built based on the binder jetting patents. In the early stage, AM
has been used for theoretical studies or product development. The AM technology has been
used in a wide range of industries and markets, including aerospace, automotive, construction,
fashion, and healthcare. There still is a tremendous potent for promoting the AM technology,
according to SmartTech Analysis’s recent reports [4], as shown in Fig. 1, AM services produc-
tion in the automotive segment will have an opportunity to reach overall 9 billions by 2029,
and will have a revenue over 4 billions yearly from AM applications in tools and final parts
production.

Figure 1: Additive Manufacturing for Automotive Part Production – 2019 - 2029 [4].
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Working methodology of the thesis

There are a variety of rapid prototyping techniques including the SLM (Selective Laser Melting),
SLS (Selective Laser Sintering), EBM (Electron Beam Melting), SLA (Stereolithography) and
so on. Selective laser sintering (SLS) is very popular in the field of polymer and metallic 3D
printing to fabricate the plastic or metallic parts, the SLS technique uses a laser as a energy
source to melt selectively powdered materials and fuse them together into a 3D printed part in
a high productivity and low cost way. That allows the creation of very complex structures with
freedom and without any support structures (Fig. 2). The development of the SLS process
can be traced back to 1980s.

Figure 2: Laser powder bed fusion of plastic powder in an SLS [5].

The SLS technique will play a major role in the future industry fabricating domains.
Lots of experiments are done for improving the final products’ properties, they tested the
material properties, studied the manufacturing circumstance and optimized the fabricating pa-
rameters. Experimental methods are an excellent way to research the SLS process, however, in
most conditions, experimental methods are time consuming and of excessive cost, especially for
the large workpieces. These aspects limit the widespread application of technology. Therefore,
we want to use modeling method to study and monitor SLS processes of polymer powders.
The SLS modeling method is based on multi-physical models involved in SLS processes and
provides an effective and low cost way to study the SLS fabrication processes and improve the
product’s final quality. To promote wide usage of SLS processes in the industry manufacturing,
the simulation tool developed must be validated under more and more complex conditions.
Developing a validated numerical model to simulate the polymer material transformations and
thermal histories of a SLS process is an important step in understanding and optimizing the
SLS process.

As there need also experimental results to validate numerical modeling and most of
the times there are no enough experimental results in the literature, we perform also some
experiments to qualify our numerical tool.

Outline of this thesis

The objective of this thesis is to develop a computational tool capable of accurately describing
heat transfer in a SLS process. We will concentrate on laser photons-powder bed interaction
and heat transfer in a powder bed, simulate the thermal history of a typical SLS process (time
evolution of temperature) and predict the part’s final properties (geometric dimension, polymer
crystallinity and porosity).
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Chapter 1 concerns the general presentation of AM technique. We introduce first
the development history of AM technique and the domains of its applications. We focus then
on the SLS processes, laser characteristics, properties of the polymer powder bed (density and
porosity (arrangement of polymer particles and size distribution)), polymer properties (sintering
window, aging, crystallization), quality of the final parts (surface quality, micro-structure, and
defects) and extisting numerical methods for SLS modeling (Finite element method, finite
volume method and discret element method).

Chapter 2 introduces models and numerical methods necessary for modeling a
SLS process. To better simulate the whole SLS process, lots of models have been built
to describe the phenomena involved in. A detailed description of these models is given in
Chapter 2. Heat transfer model under the assumption of an equivalent homogeneous medium
is first introduced. Laser and its interaction with polymer powder bed are then discussed,
Gaussian laser is the most common laser type used in the SLS process, its interaction with
polymer powder bed is usually presented by the Beer-Lambert law and the modified Monte-
Carlo method is detailed to take into account the scattering effect in the laser photon’s
interaction with the polymer particles. Modeling of thermo-physical properties (density, specific
heat and thermal conductivity), melting (melting latent heat, coalescence and viscosity), and
crystallization (enthalpy) is also presented. At the end of the chapter, models used to simulate
a SLS process is summarized and numerical methods used to simulate SLS processes are briefly
introduced.

Chapter 3 is focused on the scattering phenomenon taking place during the laser
photons transport in the polymer particles. The modified Monte-Carlo method allows to
establish models with and without scattering. The influence of the scattering factor, the initial
porosity of powder bed, the average size of polymer particles on the scattering are detailed.
In order to qualify the scattering models obtained, a SLS process of single-sweep is simulated
using models with and without scattering and surface temperature of the simulations are
compared with the IR camera measurement. The dimensions of the final parts are important
results and they are also used to qualify the scattering laser models.

Chapter 4 is interested in single-layer SLS processes. Calibration of an IR cam-
era is first detailed, complementary results of single-sweep processes are then presented and
multi-sweep SLS processes are finally studied. In multi-sweep cases, influences of the laser
transmission models with and without scattering and effects of other parameters such as laser
power, laser moving speed, scanning space, scanning length, intial porosity of the powder bed
and preheating temperature are analysed. Numerical and experimental results are compared
in order to qualify the modeling methodology adopted.

Chapter 5 introduces the X-ray computed tomography technique for measuring
the porosity distribution in a sample manufactured by a multi-layer SLS process and presents
the numerical simulations performed for predicting thermal history and porosity distribution.
Parametric analysis is realised to understand how the process parameters and polymer viscosity
affect the samples’ porosity and comparison between the experimental and numerical results
shows a reasonable agreement which is encouraging for the present modeling work.

Preliminary work realised on crystallisation which takes place at the end of a SLS
process is presented in the appendix.
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CHAPTER 1. GENERAL INTRODUCTION OF ADDITIVE MANUFACTURING (AM)

1.1 Additive Manufacturing

The additive manufacture (AM) technique is a process to fabricate material layer by layer, the
initial model is created by CAD software, which is a more freedom method to fabricate invisible
and difficult reached complex geometry objects. Unlike traditional processing technology, AM
technology produces parts by successive layers of materials that are added on top of each other.
This process is good at processing dimension accuracy objects and reduces the additional cost
when using this technique to fabricate complex objects.

1.1.1 Applications of AM technology

Nowadays, this rapid prototyping technology is widely used in industry domains: Areospace,
automotive, dent, implant, drug deliver, jewel, sport and fasion design.

Areospace and automotive sectors: Currently, AM technology is widely used in
aerospace, aeronautics and automotive Fig. 1.1 sections. The aerospace industry needs thou-
sands of complex produces with high functionality, high production efficiency and lightweight.
AM technique is particularly suitable for fabricating these complex produces. AM leads to
lower cost and simplified supply costs, reduces the product cycle time and changes the pro-
duction methods. This technology has broad prospects for the manufacturing of spacecraft
and automotive components. EOS company introduces a new simple 3D module to build the
all-in-one base-plate which includes 248 components if use convention methods. The new
design leads to a 50 % lower cost and shorter the working time because the number of welds
and amount of potential rework is reduced. In astronautics, NASA tries to fabricate a turbop-
ump exhaust port cover of the J-2X rocket engine using the SLM technique, which decreases
75 % fabrication cost after using the SLM technology [6]. SpaceX’s SuperDraco’s combustion
chamber and engine are manufactured by mental laser sintering process, and the helmets of
astronauts also were fabricated by 3D printing, which shorten the whole manufacture process
and the cost [7]. In the aircraft area [8], AM can be used in large engine manufacturing
companies, including GE, Rolls-Royce, and Pratt Whitney, for producing engine components,
airframe parts, aircraft parts and systems, interior parts, secondary structures, and avionics
parts. Boeing company uses AM technique to fabricate more than 7500 additive tools in 2018,
and the number of additive tools increases to exceed 14000 in 2020.

Medical sector: In the medical areas, the human tissue are too complexity and
obvious individual difference between patients, a lower cost and more reliable technology must
be introduced. The advantages of AM technology perfectly fit for these requires. Today, the
medical sector finds an increasing number of applications for bespoke custom-fitted implants
and devices by using AM technology. A vast of materials are used to build medical projects
by AM technology in the medical industry. Like plastic are used to fabricate thin tube in
blood vessels, heart valve, and eyeglass frame, carbon fiber and metal are used for lost limb,
bones, artificial joints and permanent implants so on. These materials all can be fabricated by
AM technology. Current AM technology for medical care focuses on studying the fabrication
of personalized bio-active permanent prosthesis implants, drug delivery, complex artificial life
tissues and organs and pathological organ models to assist surgical treatment analysis [9] [10].
3D printing is an advancements technique in implant printing [11] [12] [13], the printing of
implants including the hip joint and elbow joint for replacing the human body. The implants’
fabrication steps are as follows: the scanning process and imagining process are used to take
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CHAPTER 1. GENERAL INTRODUCTION OF ADDITIVE MANUFACTURING (AM)

(a) (b)

(c) (d)

Figure 1.1: Example of complex objects fabricated by the AM technique [8].

the detailed image of organs’ surfaces, bones and tissue, then software turns these images
into complete models that could be fabricated by AM process. These complex, sterile and
well match patient objects could be fabricated in a customization, quick, and effective way
after introducing the AM technology (Fig. 1.2). AM technology can also used to build hollow
capsule shells with separate dual compartments in development the personalized "flexible-dose
dispenser" drug delivery systems [14].

(a) Medical Device (b) Orthopedic implants

Figure 1.2: 3D printing for medical applications.

Fashion sector: Traditional decoration manufacturing process must go through
carving, casting, polishing and various process, which is a complex and time-consuming effort.
However, AM technique provides a great personalized free design way to make complex articles
that the time consuming process is avoided. The CAD software facilities the personality design
to promote the fabricate process, these techniques are especially fit for the art and jewel
industry, because design and creativity are the two key features for jewelry art [15]. Fashion
designers adopt AM techniques to fabricate fashion garments and show the 3D-printed garment
at the 2010 Amsterdam Fashion Week. Besides garments (Fig. 1.3). AM is also widely used by
jewelry designers and companies. Unlike 3D printed garments limited to polymers, jewelry could
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CHAPTER 1. GENERAL INTRODUCTION OF ADDITIVE MANUFACTURING (AM)

be fabricated using wider materials including metals, ceramics, polymers, and other precious
metals. And the selective laser melting (SLS) and electron beam melting are common methods
to be chosen.

Figure 1.3: 3D printing for art projects.

1.1.2 Categories of AM technologies

Figure 1.4: Summary of the AM processes employed for the main polymeric materials [16].

AM technology is also called "3D printing", allowing to creation objects with precious
shapes by using a 3D object scanner and CAD software. Based on the physical state of the
material, AM processes can be further grouped into three types [16]. The first type of AM is
sintering whereby the material is heated without fully melting to create objects, including the
selective laser sintering (SLS) process that is always used in manufacturing thermoplastic. The
second type of AM is using an electron laser to fully melt the materials being liquid, used for
metal material. The third type of AM technology is stereolithography/photopolymerization,
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CHAPTER 1. GENERAL INTRODUCTION OF ADDITIVE MANUFACTURING (AM)

whereby an ultraviolet laser is fired into a vat of photopolymer resin to create torque-resistant
ceramic parts that can endure extreme temperatures. AM prototype classifier depends on
the material state and machine technology used [16]. Fig. 1.4 lists the common commercial
name of the AM technologies and the common commercial materials used in each type of the
prototypes.

SLS (Selective laser sintering) - Selective laser sintering (SLS) is developed since
1900s, which is a variable technique for fabricating solid thermoplastic polymer, like low fusion
temperature polymer PA6, PA12 polyamides, amorphous polymers, more technique polymers
such as PEEK (polyetheretherketone) or PEKK (Polyetherketoneketone) [17]. A high power
laser is the energy source, the moving track controlled by the computer for sintering the polymer
particles layer by layer, binding these particles together to create complex parts. For sintering
the powders together, the laser needs to heat the powders until the temperature above the
melting points of metal and softening point of polymers. In some cases, the sacrificial materials,
also called as binder materials are added for promoting the sintering processes for some high
melting points and large size particles materials (commonly of a metal material) [18] [19].

SLM (Selective laser melting) - SLM technique [20] belongs to laser consolida-
tion technology, start in 1995 in Germany, which is almost identical to SLS, the main difference
with SLS is that all particles have been totally melted under the laser power, also known as
direct metal laser melting (DMLM). This way is more suitable for single metallic materials, like
steel, Ti and Al alloys. This way is better suitable to produce full density parts, for example, it
is demonstrated that the density of Ti6Al4V could arrive 99.98 % by controlling the processing
parameters. SLM processes need higher energy to melt all the materials, however, inappro-
priate parameters will cause surface roughness and micro-structural defects to increase, will
increase the rate of the internal pores and will increase the risk of distortion and delamination
of samples. In order to get a satisfactory surface quality of the sample, the median grains size
should be in the range of 30 - 60 µm. In SLM, laser power, scanning speed, hatch spacing,
laser intense and layer thickness are the common process adjustment parameters to optimize
the process.

EBM (Electron beam melting) - EBM technology belongs to the powder bed
fusion family, which can be used either with metals or polymers. EBM is a precious process
using electron beam to fuse the metal materials layer by layer, while the scanning sweeps
is discontinuous. The high-velocity electrons concentrated into a narrow beam that directly
work toward the powders, allowing a faster scanning speed and a higher molten pool than
SLM. In EBM, the laser scans the materials point by point, this manufacturing methods
increase the fabricating speed because this method separates the fabricating powders into
several fabricating places simultaneously, but the wider electron beam diameter reduces the
accuracy of productions at the powder level.

SLA (stereolithography) - Stereolithography [21] is an early used manufacturing
technology since 1984, which uses UV laser as the heat resource to fabricate photo-polymer
resin. The photocurable resin polymerizes into a 2D patterned layer under the UV laser. After
a layer is curved, the new uncured resin is deposited on the platform. The curing reaction
requires the manufacturing materials must highly absorption photoinitiators and UV. The depth
of the polymerization and the quality of the final product are decided by the energy absorption
rate, the laser scan speed and laser power. The possible cytotoxicity of residual photoinitiator,
high cost of the system and limitation of materials choose to suppress the development of this
technology widely used in industry.
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CHAPTER 1. GENERAL INTRODUCTION OF ADDITIVE MANUFACTURING (AM)

Polyjet printing - Polyjet 3D Printing [22] [23] is a fast and flexible technology
fabricating objects used in UV curable powder materials, belongs to solid freedom fabricated
AM technique that developed at the end of 1990s, that builds samples by jetting thousands
of photopolymer droplets onto a build platform and solidifying when exposed to UV light.
It’s one of the fastest and most accurate AM technologies for resins. In this system, the
head prints selective liquid binder onto thin layers of powders based on object profiles that
have been generated by CAD. The selective Inkjet deposition of UV curable is a method
by liquidting compositions and forcing the material immediate solidification by exposure to
flood UV radiation, then removing the supporting materials. PolyJ usually uses at least two
materials in the building process, the binder and powder materials selection are key factors in
the successful fabrication process. The advantage of this process is that it does not require
much monitoring and additional manual intervention for mixing materials. PolyJ also has many
defects like flowability, wettability, and lower reinforcement of the particles.

FDM (Fused deposition model) - Fused deposition model (FDM) [24] is an
extrusion deposition process that belongs to rapidly growth prototyping technologies. The key
of the FDM system includes material feed mechanism, liquefier in which the polymer melted,
print head, gantry, building surface and building environment. FDM starts with CAD system,
the material is melted and softened inside the liquefier when the temperature is above its
melting temperature, then the liquid material is extruded from the nozzle head, fabricating
objects layer by layer. FDM is especially suitable for low-cost, molten thermoplastic materials,
such as ABS, PLA, flexible PLA, and PP. Recently, much researches are focused on adding
short fibers in plastic for reinforcement filament by using FDM methods. These short fibers in
filament show great improvement for modulus and strength, and reduce tape swelling at the
printing heat time [25].

LOM (Laminated Object Manufacturing) - In Laminated Object Manufacturing
(LOM) [26] [27], adhesive raw materials are deposited on the platform by using a heated roller.
Each layer is cut to the required shape by a computer controlled laser, then a new layer is
added on the topper previous one. This procedure is repeated until the process finishes. LOM
materials are non-toxic, easily handled and easily disposed of materials, including fabrics,
synthetic materials, plastics, composites, and sheet metals. This kind of rapid prototyping
technology has been commercialized since 1991. The disadvantages of this technology include
wasting materials, difficulty in controlling the laser beam penetration into the previous layers
and higher energy consumption.

FEAM (Fiber encapsulation addictive manufacture) - Fiber encapsulation
addictive manufacture process (FEAM) [28] is an innovative additive manufacture process,
which allows to integrate fibers and metal conductors into the thermoplastic polymer enabling
enhancing the functionality of the matrix. This way is used in constructing electromechanical
devices such as voice coil actuators, solenoid valves and live sensors. Also, FEAM process still
has many challenges to overcome. Such as finding the ways to control encapsulation of fiber
by matrix material, control of cutting the fiber in arbitrary locations, and finding a way to
create inter-layer and inter-layer junctions between metal fibers with adequate conductivity.

1.1.3 Advantages and development of AM

AM provides a simple way to quickly fabricate complex shape products, this technique allows
for achieving customized personal requirements,and can take advantage to fabricate unique ob-
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jects where the original parts are no longer produced, especially used in medical and aerospace
sections. The advantages of AM technology include [29]: First, AM does not require special
extra molds, it just needs the digital model to fabricate products, and the unused material can
be is recycled for later use at the end of the process. Second, AM technology omits another
complex post-tooling process that saves fabrication time compared to traditional fabrication
processing. Third, parts of the previously required assembly from multiple pieces can also be
fabricated as a single object which to improve the strength and durability of products. AM
technology has upsurged quickly in recent decades and many companies rethink the transfor-
mation of traditional manufacturing techniques to new techniques. Some of the challenges are
still discussed by researchers, end consumers, and manufacturers. If the change is successful,
the manufacturer will be closer to the customers, and the cost and the capital deployment will
be reduced. Before achieving these goals, it is important to simplify the design processes for
AM models and eliminate the gap between academia and industry settings and the companies
need to plan new supply chains and scheduling systems.

1.2 Overview of selective laser sintering process

The development of plastic manufacture technology - Selective laser sintering (SLS) is a
promotion of material science, it is a very new and promoting technique belonging to AM.
The SLS technology uses an easy way to fabricate the plastic, and the products’ can have
good mechanical properties. The widespread application of SLS technology in industry has a
significant positive impact on industrial development. However, this technology has not been
widely used in the whole industry due to the technical shortcomings. The maximum operating
temperature of powder bed and chamber of common commercial SLS machines are always
around 200 ◦C. The choice of SLS commercial materials is either limited by its SLS working
windows or melting points because purchasing the high-temperature SLS machines cost over 1
million euros. The high cost and restriction of the materials limit this technique to become the
majority of technology in the industry [30]. The following parts will study the details of this
technology, including the laser characteristics, plastic properties, polymer thermal properties,
manufacturing environments, and the qualities evaluated factors of final products.

1.2.1 Introduction for SLS technology

The selective laser sintering (SLS) technology is a part of laser powder bed fusion technology.
SLS technology uses a laser as a power source, automatically aims at points in space defined
by CAD 3D model, sinters the materials and binds the materials together to form a new
solid structure. The SLS is one of the most advanced and reliable technology in the field of
addictive manufacture. The SLS technology was initially developed in the 1980s by Beaman
and Deckard [31]. The SLS market enlarge quickly in recent years due to its ability to produce
good mechanical properties and high-level details objects at a low cost. The SLS technique
is extensively demanded in aerospace, aeronautics, and healthcare industries because these
are demands for sophisticated, personality and complex objects. Advanced SLS materials,
machinery, and software are developed for a wide range of AM industries in recent years.
Since 2015, the SLS based equipment is developed quickly. In 2018, the SLS sintering market
arrives at USD 339.5 millions and is project to reach USD-950 millions in 2023.
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1.2.1.1 Manufacturing process

Figure 1.5: SLS machine for fabrication thermal plastic [18].

The principal elements in SLS machine are shown in Fig. 1.5, including [18] [32]:

(1) Energy source: The laser source has a critical function of fusion powder particles,
CO2 laser is chosen for heating polymers because its high absorption rate.

(2) Scanning motion device: This system controls the movements of the heat source
over the powder bed and precisely the laser density uniform distribution in determined areas
according to the CAD design.

(3) Powder feeder and roller: Feeder is a mechanism for adding new powders on
plats, roller is used for smoothing and compressing the powders on the upper layer. Both of
them are important for controlling the initial density of the powder bed.

(4) Elevator: This machine is necessary to lower the powders after each layer has
been scanned by the heat source in order to allow the feeder to add another layer, which
decided the thickness of the new layer.

(5) Enclosed chamber: The enclosed chamber is existed for fulfillment specific am-
bient requirements. The requirements include the fabrication temperature, preheating tem-
perature, moisture of the fabricating condition, and other special environments. Fulfillment
these requirements will prevent the polymer aging, decrease the material thermal stress, and
promote polymer crystallization, which is the key to improve the quality of the produces.

The SLS fabrication processes are including (Fig. 1.6) [33] [34]: First, the SLS
process starts by repeated depositing uniform powders into the part of the platform until a set
depth powder layer is deposited over the platform. All the spare materials inside the machine
and the chamber are heated just below the melting temperature and kept at this temperature
until the laser arrives. Second, when the parts of powder layers are scanned by the CO2
laser, the laser melts the materials at a predefined area in the powder bed, the fused polymer
powders connect and coalesce together, meanwhile the air between the grains escapes through
the open pores and the air diffuses in solid after the pores closing. After a while, the separated
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powders connect together to be a whole when the solidification process is end. Third, when
the fusion and coalescence are completed, the platform moves downward and a new thin layer
of powders is deposed over the old layers, then the laser scanning and coalescence process are
repeated. The total processes are repeated until the whole parts are finished. The key variables
in the SLS process include the laser power, polymer particles diameter, porosity/density of the
powder layers, laser beam diameter, powder bed preheating temperature, laser moving speed,
scanning space and the thickness of the powder layers and so on.

Figure 1.6: Illustration of the SLS fabrication process.

The SLS process is characterized by three main processes: (1) powder spreading.
(2) laser energy absorption and heat transfer in the powder bed. (3) polymer sintering and
cooling process. In the stage of SLS, the multiple phase transition are involved in each of
these processes and accompanied by both thermal energy absorption and release. During
each process, the material properties change drastically as a result of temperature fluctuation.
Classical numerical methods such as finite elements method (FEM) and finite volume methods
(FVM) are used for simulating the powder mass as a homogeneous porous medium, the
governing equations are derived from the conservation of energy applied to an arbitrary control
volume. Particle-based methods separate the mediums into solid and void parts. The discrete
element method (DEM) is used to simulate the heat convection between the connection
particles. The DEM method is easily consider the conduction effective effect by unevenly
distribution of particle shape, size and stacking methods. However, the computational costs
made this way use far less common.

For the following part, we will detail introduce the involved processes, including how
the laser photons interaction with polymer particles, the sintering process, the melting process,
and the crystallization process, also the materials’ physical properties change caused by the
heating cycle ares also be discussed in the following. And the numerical methods are also
described in detail as follows.

1.2.1.2 Laser-powder interaction process (scattering)

During the SLS process, the manufacturing part consists of thousands of particles, and the
paths of laser transfer traces in the particles are changed because the photons hit on the
polymers, and the reflection rate change between the different mediums. Therefore, the value
of the absorption coefficient is affected by the reflection and the updated transmission traces
are affected by the scattering phenomena need to be considered. In previous researches,
the modified Monte Carlo method(MC) model had been widely used in simulating heat laser
transmission in laminated mediums, like tissue or neural tissue. Joseph M. Stujenske.et al [35]
used MC method to simulate the high-intensity light transmission and the heat propagation in
vivo brain tissues, they discussed how the wavelength of the light and fiber size effect the light
and heat propagation. Furthermore, they used a thermistor probe measuring the temperature
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variation with the different distance between the tips of the thermistor and fibre in vivo brain
tissue under continuous light. The comparison results of temperature distribution in vivo tissues
between simulations and measurements prove the reliability of the MC model used in simulating
the laser scattering phenomenon. The MC methods are not just restricted to simulate the
laser transmission in tissues, this method can also be promoted usage to simulate the light
photons travel by Ray-tracing method, including the scattering and reflection among particles
layers according to E. Nisipeanu’s research [36], which showed the ability of the Monte Carlo
method to offer the correct solution to radiative transfer problems in a dispersion of particle.
Jianhua Zhou [37] had proved that the modified Monte-Carlo method is good at simulating
the laser radiative travelling in the bimodal random packing structures that were composed of
particles with different sizes. Their model also could be used to predict the particles’ emissivity
evolution during the SLS process. Mariana Ilie et. al [38] introduced scattering phenomenon
in laser-powder interaction model, they used Monte-Carlo algorithm and the Mie-theory to
study the laser beam scattering phenomenon in the semi-transparent polymers in absence of
absorption. Their results prove that the scattering phenomenon affected the laser travel traces,
and the Monte-Carlo methods can be chosen to mold the laser-polymer powder interaction
phenomenon. How the diameters of the particles and the wavelength of laser affect the
attenuation of the laser in the powders were analysed in their research. Liu Xin et.al [39] used
a modified Monte Carlo ray-tracing method combination with the Discrete Element Method
(DEM) to predict the physical change behavior of discrete particles during the SLS process,
made a comparison between modified Monte-Carlo method with scattering phenomenon and
Beer-Lambert un-scattering methods, and discussion in detail how the scattering phenomenon
influence the laser travel paths.

1.2.1.3 Sintering process

Sintering: Sintering is an important process in the additive manufacture, widely existing
in polymers, metals, ceramics, and other materials. Sintering is a process for compacting
partly melt materials to form a whole solid production under heat or pressure. The materials
transmission take place at the grain boundaries between the contacting particles, while the
mass transmission will lead to grains coarsening. The classic sintering models are established for
amorphous materials with Frenkel and Mackenzie-Schuttleworth model [40]. Fig. 1.7a shows
the sintering bonds formed between the spherical particles, the grain build connection with
all the grains around him, making them form a stronger body. The mass transport pathways
are illustrated in Fig. 1.7b. During the sintering process, smaller particles are easier to finish
sintering, because the smaller particles have more melting parts, which promote the material
diffusion, and less mass is required to build a relatively bond between the small particles.

Coalescence: Coalescence is the process by which two or more droplets, bubbles
or particles merge during contact to form a single daughter droplet, bubble or particle. It is
widely existed in sintering process, which is a basic principle for merging particles together
for forming a new project. In the coalescence process, the merged particles can be fully
molten, half molten or not molten at all. Fig. 1.8 shows a series of the coalescence images
take from the video footage during heating the PP polymer that was observed by the hot-
stage microscopy(HSM) [41]. HSM technology is used for observing temperature-dependent
structure transformation in polymers, especially the melting behaviors in powder. These figures
clearly show the initial coalescence at the onset of melting takes place at a temperature below
the peak melting temperature(168 ◦C). The particles are independent at the beginning of
melting, then, the particles expand and the edge of the particles change the phase forming
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(a) (b)

Figure 1.7: (a) Scanning electron micrograph of sintered nickel spheres. (b) The mass trans-
port pathways sintering process.

Figure 1.8: Image of powder melting from HSM: PP-A.

more contact points with the temperature increasing, the melting initiates from the center of
contact points and the neck grows radially as the powder particles coalesce. Observing these
images, the structural order is observed in the solid, semi-crystalline particles, but gradually
eliminate with melting continue. The material becomes transparent to polarised light when
the material resides in its amorphous melt-state.

Binding mechanism: In the SLS system, binding mechanism technology can be
divided into three main categories, the solid-state process, the liquid-solid process, and the full
melting process [42]. The solid-state bingding process occurs while the material’s temperature
is below the material melting points. The adjacent powder grains bond together by forming
the necks at the boundary of the powders, and the material is transferred by atoms diffusion
when the temperature generated by the laser beam is sufficiently high to supply the kinetic
energy. The diffusion types include volume diffusion, surface diffusion, and boundary diffusion.
For completing the diffusion process, powders need to be kept at a certain temperature for
a long time. Solid-state sintering is a long process, and preheating is an important stage
because it affects the molecular diffusion rate. The liquid-solid assisted sintering process
is wildly used in 3D fabrication technology, especially for polymers and mix-materials, like
ceramic materials incorporation of small size polymer. While the heat supplied to the powder
bed is not enough to fully melt all particles and only enough to melt the grain’s border
or just the small particles, the melting parts form the necks to connection particles. Also,
the liquid-solid assisted sintering process involves a thermal activated chemical reaction, the
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chemical thermal between particles promotes the molecules bonding together. For decreasing
the porosity, adding reaction chemical composition and providing high-temperature treatment
are necessary. Nowadays, many methods are studied for promoting the liquid-solid process
widely used in commercial, the study points focus on decreasing the cost and the time for
post-process processing. The third type of binding mechanism is the full melting sintering
technique. The full melting sintering technique fast the binding and densification process,
avoids the length post-processing step and nearly gets the full density object, which is always
used in metallic and ceramic materials, and a part of polymer material. The full melting
technique uses the laser beam heating the powders above the melting temperature, total
melting of all materials to liquid in one step. The presence of the full liquid accelerates the
sintering process because the diffusion that takes place between the molten materials is more
rapid in the liquid phase than in the solid phase.

1.2.2 Laser types

The common types of high power lasers used in commercial additive manufacture machines
are CO2 laser, Nd:YAG fibre laser, Yb-fiber laser and excimer laser [19] [43]. These lasers
can be specified with power stability, laser wavelength, spectral bandwidth, pulse energy, pulse
duration, and repetition rate. These parameters are related to the light-material interaction
process and the manufacture efficiency. These lasers always consist of a pumping energy
source, a gain medium, a amplifier which amplifies the light beam supplied by a pump source
and an optical resonator, shown in Fig. 1.9. The detailed specifications of each laser are shown
in follows:

Figure 1.9: Schematic of CO2 laser.

(1) CO2 laser

The CO2 laser is the earliest gas laser development science 1964. The infrared output
wavelength of CO2 laser is from 9.0 µm to 11.0 µm, the most widely used wavelength in AM
is 10.6 µm. The long wavelength is more suitable for laser energy absorbing by plastic material
(absorption rate usually higher than 90 %) and organic materials such as wood, acrylic, and
rubber. CO2 laser provides high output power(0.1 -20 kW ), high efficiency and the overall
optics maintenance periods could arrive to 2000 hours, these characteristics could make CO2
laser widely used in cutting, drilling, welding and other material processing.

(2) Nd:YAG laser/Nd:YAG fibre laser:

The Nd:YAG laser with a short wavelength of 1.06 µm is better absorbed by metallic
materials (Fe, Sn, Ti, Pb ) and ceramics(CuO, SiC, TiC, WC), the peak power could arrive to
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20 kW , but the low electrical-optical power conversion efficiency and low beam quality limit
its in industry areas [44]. The development of Nd:YAG fiber laser (Yb-laser) is based on the
Nd:YAG laser in which the active gain medium is a rare-earth doped optical fiber. Yb-laser
with high power generation because the quantum efficiency could arrive around 94 %, this
advantage makes Yb-laser becoming to the most promising laser source in industry.

(3) Excimer gas laser:

The excimer laser uses ’excimers’ as the gain medium to generate UV pulses, the
wavelength range from 157 nm to 351 nm, especially for factoring materials with high absorp-
tive UV light, like polymerization. Stereolithography (SLA) is one of the earliest developed
AM methods, which uses ultraviolet (UV) laser onto photosensitive polymer resin.

1.2.3 Properties of powder bed

1.2.3.1 Preheating temperature of powder bed

For getting high quality objects, the materials need to be preheated before the laser arrives.
If the preheating temperature is too low, the corners and edges of the sintering layers will
be distorted and warped. Conversely, if the preheating temperature of the powder bed is
too high, removal of the around parts will be more difficult because the higher temperature
will cause the supporting powders around the part to become hard, reducing the degree of
recyclability and resulting in a poor definition and accuracy. The preheating temperature for
semi-crystalline polymer is typical just below melting temperature (Tm), it is equal to or just
below the glass transition temperature (Tg) for amorphous polymers [45]. In the SLS process,
preheating minimizes the amount of energy required by laser consolidation and the thermal
gradient between the sintered and non sintered, also minimizing the thermal expansion of the
powders. The right preheating temperature helps to improve the properties of the material
and the dimension accuracy and reduce the risk of distortion and the shrinkage that occurs
during the cooling and crystallization process.

1.2.3.2 Density of the powder bed

The particles packing condition affects the material properties, especially the flow properties of
the material. The material particles should have a good flowing ability and a good fluidization
rate in order to allow homogeneous deposition and the packing density of powder layers. The
particle shape, particle size distribution, inter-particle force, moisture and temperature are the
important factors that affect the particles’ flow properties [46]. Many factors are used to
test the static and dynamic powder state conditions, like the bed expansion ratio, ring shear
cell, and angle of repose methods used to measure the particles’ fluidization performance.
Nowadays, in order to research the packing density, a serious packing prediction model had
been developed by researchers, and many techniques had been done for evaluating and arsing
the flowability of the powders, especially for the complex nature of powders or for the mix
powders. Haeri et.al [47] used the DEM method to model the rod-shaped particles spreading
behavior in a realistic AM situation and investigated how the particle shape and operating
conditions affect the powder bed’s packing quality, their deposition model was also used to
characterize the surface roughness and solid volume fraction of the powder bed.
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Figure 1.10: Absorptivity along the beam path for the powders. The insets show the powder
and incident beam size at locations with low absorption (right) and high absorption (left) [48].

In the SLS process, the density of the powder bed directly affects the thermal trans-
mission, the typical polymer powder bed’s density falls into the range of 20 % to 60 % .
Usually, the regular spherical particles powder bed density is more desirable (uniform and
tight), because irregular particles’ shape inhibits tight packing and results in a low packing
density [49] [50]. In actual conditions, the density of the powder is not uniform because the
particles’ size and shape are irregular distribution, the parts with high density and lower density
are mixed. Fig. 1.10 shows the absorption rate with different types of particle sizes arrange-
ments for stainless steel. In the left insert, higher laser absorption is induced by the higher
density (around 80 %)of the powder bed where the space on the periphery of larger spheres
surrounds by small spheres. For the right insert, the powders show a loose arrangement, which
leads to fewer reflection rates and a lower absorption rate. Most simulation methods are based
on simplifing the powder bed as a homogeneous media with fixed density. Fig. 1.11 is the
simple geometrical model of 3D printed material which assume a roller passes the deposited
layer [51], where the average porosity of powder bed is between 20 % to 50 % .

1.2.3.3 Particle size distribution

The deposition of new powder layers on the previous layer or the built initial powder area is
the first step for SLS. The layer’s thickness is usually around 100 µm to 200 µm, and the
particle size limit reducing the layer thickness [52]. Nylon is the most common polymer used
in SLS technology. Fig. 1.12 shows the near-spherical PA6 powders’ size distribution, the
original PA6 powders have a relatively uniform sphere shape, the particle size ranges around
30 - 90 µm and with a median size Dv(50) of 58.9 µm and obeys Gaussian distribution.
However, the average particle size of PA6 decreased from 58.9 µm to 52 µm after thermal
aging behaviors. The reason is that the particles’ surface fragmenting and cracking occur if
the polymer particles are exposed to high temperature and high-pressure situations for the
long period, which due to the heating effect coupled with long-term recycling will cause the
material repeated expansion and shrinkage. The particles fragmenting and cracking change
the polymer surface morphology from smoothing to rough and irregular, enlarge the particles’
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Figure 1.11: A schematic drawing of one layer of the cross-section of 3D printed materials,
shows the geometric model shows variations in porosity. D is the track diameter; L is the
distance between the centres of neighbouring tracks; H is the vertical distance between layers.
[51]

size range distribution, and decrease the median size of powders [53].

1.2.4 Polymer properties

The SLS technology is one of the most promising plastics production technique in the future
industry. However, only a narrow variety of polymers is used in this process. There list
five fundamental factors in selecting right polymers used for SLS manufacture: (1) Shape and
surface of single particles, which link to the power density and the free flowing spread behavior.
(2) The powder size distribution is a important factor, and the favorable particles’ size are
between 20 µm and 100 µm for commercial machines. (3) Polymer’s optical properties that
link to the energy absorption rate, its need to be good at absorbing CO2 laser (wavelength is
equal to 10.6 µm). (4) The surface tension and viscosity of the polymer decide the coalescence
process. It requires a very low initial viscosity at a temperature lower than glass transition
temperature, and a high viscosity when the temperature is higher than the glass transition
points. (5) The polymer needs to have great thermal properties, it must have a metastable
thermodynamic region, called "sintering windows". The interconnection of polymer properties
is shown in Fig. 1.13, including [54]

Fig. 1.14 depicts a DSC curve for semi-crystalline polymer materials, the sintering
windows depends on the DSC curve. During the whole SLS process, a property maintenance
temperature needs to be considered, the crystallinity should be controlled at a low level because
too quick crystallization rates promote the sample shrinkage, the distortion of the heating part
prevents the stable adding of new powders it during the spreading stage. The SLS process
maintenance temperature T0 needs to be set in a range of the SLS sintering windows, which
between the crystallization start temperature Tc and the melting start temperature Tm. If T0
is too close to the crystallization start point, the deformation aggravates after removing the
surrounding powders, and if T0 is too close to the melting temperature, the resolution will de-
crease because the surrounding particles stick on the edge of laser tracks. The polymer used in
the SLS process is divided into two types, semi-crystalline thermoplastic and amorphous ther-
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Figure 1.12: PA6 polymer particle size distribution.

Figure 1.13: Interconnection of different polymer properties to be organized for providing
promising SLS materials [54].

moplastic. The commonly used SLS polymers include: Polyamide(PA) series polymer which
includes PA12, PA11, and PA6, and other types of polymers which include polyetheretherke-
tone(PEEK), thermoplastic rubber(TPE), thermoplastic polyurethanes(TPU), Polyether Block
Amide(PEBA), polypropylene(PP) and polyethylene(HDPE, LLDPE) [20] [55]. Because of the
excellent performance in intrinsic and extrinsic performance of these polymers, they all are the
good material chosen as common commercial SLS materials, which are widely used in 3D
printing industry.
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Figure 1.14: DSC profile of a semi-crystalline polymer the sintering windows [54].

1.2.4.1 Aging of polymer

Aging is a physical phenomenon involving molecular-level relaxation that manifests the macro-
scopic physical properties. The aging process widely exists in polymer heating treatments,
affects the polymer manufacture, storage, and physical properties [56].The long-term aging
phenomenon was widely researched in commercial polymer materials. As shown in Fig. 1.15,
the new PA12 powders have a good spherical morphology, whereas the reclaimed aged powders
have irregular shapes with cracks on the surface. After manufacturing polymers with SLS, we
observe an obvious difference between the surface morphology of new powders and extremely
aged powders. The new powders exhibit a smooth and flat surface without unmolten particles,
however, for the aging powders, the surface exists many un-sintering particles [57].

Figure 1.15: SEM images of the virgin and the used PA12 powders [58].

Polymer aging is seperated to physical aging and chemical reaction occurring. Phys-
ical aging occurs when the polymer is in a non-equilibrium state, it is caused by molecular
relaxation that is biased in the direction required to drive the material closer to equilibrium, in-
cluding thermal aging and photochemical aging two types. Thermal aging is caused by elevated
temperature and photochemical aging occurs by the weather change, the usual weather change
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trials include solar ultraviolet (UV) radiation, water, pollution, and temperature change [59].
Aging changes the polymer morphology and macroscopic physical properties on the molecular
level, like semi-crystallization polymers aging by the photo-oxidation will cause a chain seces-
sion and secondary crystallization, which decrease the ductility and increase material density
and Young’s modulus. During the SLS process, the thermal aging is important and affects
the quality of samples. H. Zarringhalam [60] did a series of experiments measuring the prop-
erties of virgin Nylon powders and used Nylon powders for testing the producibility and final
product’s mechanical properties. Fig. 1.16a shows the DSC results for virgin PA2200 and the
reused PA2200 powders, the crystallinity with refresh powders slightly decreased by around
1 %, and the melting temperature slightly increased by 1 ◦C. Fig. 1.16b is the GPC results
with virgin PA12 powders and the reused powders. The average molecular weight for virgin
powders is 70000 g/mol and the used powder is 170000 g/mol.

(a) DSC result (b) GPS results

Figure 1.16: DSC and

Figure 1.17: Predicted the sinter radius based on Frenkel model [61].

Fig. 1.17 shows the sintering process variation with different proportions of virgin
and used mixed PA polymer. The viscosity for used polymers is higher than virgin powders
because of the solid-state post condensation phenomenon. Usually, the powders, especially
around the samples used in the SLS process, are mixed with recycled and virgin particles, the
higher viscosity for recycled particles with low flowability will slow down coalescence [61].

The chemistry aging of polymer is a complex process, and many studies have been
focused on physical aging in semi-crystallization polymers. The thermal degradation usually
induced by the chemistry aging of polymers changes the molecular structure, crystal structure,
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and chemical structure (molecular weight) of polymer, which influence the properties of ma-
terials. In the SLS process, using the degradated semi-crystallization polymer manufacturing
products will decrease the samples’ surface quality and the sintering rate. For example, the
aging principle for PA6 can be explained through the structure of polyamide. Polar amide
groups (-NHCO-) through the electron share between atoms attract to together, the individ-
ual polymer chain fold back over on itself, other polymer chains similarly are attracted to each
other, this structure results in extra strength and stiffness. However, after the polyamides
absorbed water molecules, the water polar molecules interfere with this charged area and form
a weak connection to the C=O and H-N bonds [62]. These interfering molecules reduce the
polar attractions between the chains and increase chain mobility. The absorbed water will
increase the chain mobility and drop the glass transition. This means that PA6 is easier to
age if it is stored in a moisture condition.

1.2.4.2 Crystallization of polymer

Crystallization of polymer is controlled by nucleation and crystal growth. The crystallization
rate can be increased by adding nucleating agents and decreasing the crystallization temper-
ature. The crystallization of semi-crystalline polymers includes non-isothermal and isothermal
crystallizations.

In ideal condition, where the parameters like temperature, pressure, etc, the Avrami
equation is used for analysising the crystallinity elapsed with time under isothermal conditions,
the general Avrami equation is [63] [64] :

1 − X(t) = exp(−Ktn) (1.1)

where X(t) is the crystallinity, K is constant and decides the crystallization rate that is
temperature dependent, n, the Averami index, contains the information on nucleation and
crystal growth, which is affected by the phase transformation, crystallization rate, annealing
and different mechanisms involved during the manufacture process.

However, in real condition, the thermal conditions always change continuously. A
series of model are proposed for describing these conditions, including Ozawa model [65],
Ziabicki model [66], Nakamura [67] [68] model and Dietz model, which all are based on
Avrami model for analysing the non-isothermal conditions. The modified Hoffman-Lauritzen
model [69] is used to simulated the isothermal crystal growth rate for non-isothermal crystal-
lization for nucleated and non-nucleated polymers.

Usually, there are three types of non-isothermal crystallization processes that are
presented in Fig. 1.18, which are melt-crystallization, cold-crystallization and recrystalliza-
tion [70].

Melt-crystallization is defined as heating the material to the molten state where the
temperature is higher than melting temperature and then cooling the material with different
cooling rates. For the major part of polymers, the crystalline forms highly depend on the cooling
rate. At the low cooling rate, melt-crystallization occurs at a temperature far above the glass
transition temperature, decrease in crystallinity seems to be proportional to the logarithm of
the previous cooling rate. At a higher cooling rate, crystallinity decreases exponentially with
increasing previous cooling rates.
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Figure 1.18: Schematic representation of the three types of nonisothermal crystallization of
polymers [70].

Cold-crystallization is defined as an exothermic crystallization process taking place
upon heating from a glassy, amorphous phase, crystallization happens at lower temperature
than cooling from melt. The enthapy of cold-crystallization is zeros at extremely high heating
rate (50000 K/s), because crystal growth process is total suppressed since there is not enough
time for crystal growth starting from a small number of heterogeneous or homogeneous nuclei.
This behavior exists in polymers that get new formation and transformation of crystals. This
process occurs involuntarily when the temperature of crystalline or semi-crystalline materials
reaches to a certain value or polymers are deformed by external mechanical forces. It is related
to the mobility of the particles and highly influenced by the heating and cooling rate.

Recrystallization is a procedure that dissolved the polymer compound in a solvent
with increased temperature, and the pure material is insoluble at a low temperature. This
process leads the polymer crystal structure from a metastable form to a stable form during
heating, which is an effective way of obtaining a pure material [70] .

Figure 1.19: Microstructure for PA12 transformed after SLS process [60].

Nylon/PA6 usually has two stable crystal structures γ and α. The γ form is a
hexagonal or pseudohexagonal type crystal and α form always is a monoclinic crystal. The γ
form is always more ductile and thermo-dynamically stable and has a higher melt temperature
than α form [71] [72] [73] [74]. If polymer exists α form structure [60], the PA6 usually involves
melt-crystallization and recrystallization process in SLS manufacturing process. Polymer is not
full molten during the sintering process, the particles coalesce together driven by the viscosity.
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Fig. 1.19 shows a crystal morphology of the cross-section of the sintering parts with the
annotations on the right-hand side. It is seen in the heterogeneous states of particles after
the SLS process. The particles have fused at the top edge of the parts, and the bottom part
composed of particle cores and surrounded by spherulites can be described as partially molten
particles when particles do not receive enough heat to fully melt.

Figure 1.20: DSC thermograms of PA6-α1, PA6-α2 , and PA6-β during the first heating [75].

The fusion latent heat is different between different types of crystal forms. Fig. 1.20
shows thermograms of PA6-α1, PA6-α2 and PA6-β. In α1 and α2 phases, a smaller melting
endotherm caused by the secondary crystal is shown between the main melting endotherm.
However, at the β phase, there is only one melting peak [75] [76].

1.2.4.3 TGA of PA6

Figure 1.21: The TGA curves of PA66 and PA66/Mclay nanocomposities [77].

The thermal stability of PA66 is obtained by the TGA technique, shown in Fig. 1.21.
PA6 rapid decomposition when the temperature is above 370 ◦C. This result suggests to us
that the maximum temperature at the SLS process should not be higher than the decompo-
sition temperature. Therefore, the laser intensity, laser speed and scanning space need to be
controlled.

24 Modelling SLS
Cette thèse est accessible à l'adresse : https://theses.insa-lyon.fr/publication/2022ISAL0123/these.pdf 
© [L. Zhang], [2022], INSA Lyon, tous droits réservés



CHAPTER 1. GENERAL INTRODUCTION OF ADDITIVE MANUFACTURING (AM)

1.2.4.4 XRD analysis of PA6

(a) (b)

Figure 1.22: The crystalline structure characteristic of PA6 in SLS part: (a) Diffractograms
d-spacing evolution of PA6 in the cooling process. (b) with different manufacturing laser
power [75].

Fig.1.22a shows the evolution of the XRD curves which represent the crystalline
structure of PA6 (initial from α1) heating from room temperature(25 ◦C ) to 190 ◦C and
cooling from 190 ◦C to room temperature. With the heating temperature increasing, the
structures of PA6 are slowly changing [75]. The crystalline structure change influence by the
fabricating laser power is shown in Fig. 1.22b. The two peaks of XRD curves correspond to the
diffraction of (200) and (002) plans. The (200) plane contains chains only linked by van der
Waals force whereas the other planes contain chains referring to the hydrogen-bonded sheets.
The two diffraction peaks have similar intensities to the original powder. However, after the
SLS process, both the two peaks are depressed, and the hydrogen-bonded (002) plane is more
sensitive to the laser energy change to van der Waals force during this temperature range [53].

1.2.5 Quality of SLS objects

1.2.5.1 Defects of shape

The polymer is sensitive to thermal gradient because of the in-homogeneous crystallization,
and the thermal gradient is the main source for inducing the products’ defects.The defects
include shrinkage, surface deformation and surface defect. Shrinkage is a common defect that
exists in SLS manufacturing products caused by air escaping. Shrinkage includes sintering
shrinkage and thermal shrinkage, while sintering shrinkage is due to densification process, and
thermal shrinkage is due to the thermal cycle. The main surface deformations are warping
and distortion: warping means a surface bent out of its natural shape and distortion means
any types of change in the appearance of the surface, this causes the geometric inaccuracy
of projects, and thus reducing the mechanical properties of sample. Thermal stress, laser
power, scanning length, scanning specification, deposition starting points, powers preheating
temperature, circumstance temperature, dimension of the plats, and the number of layers all
are the contributing parameters for distorting and warping. Thermal stress is caused by the
thermal gradient that exists between the scanning zone and the accumulated zone, this is an
important reason for distorting the samples. Increasing the length of the plat and the number
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of layers will increase the deformation [78]. The fractures, cracks, holes, inadequate fusion
bonds between layers and particles, balling, and porosity are common defects in the powder
bed additive process. These defects lead to weak mechanical properties. Choosing appropriate
manufacturing parameters, room conditions, maintenance temperature can eliminate these
defects. In summary, shrinkage, surface deformation, cracks, and porosity limit the repeata-
bility and precision of manufacturing the objects, prevent the technology from spreading, and
decrease the accuracy of samples. Understanding and eliminating these defects must take an
enormous improve considerably this technology [79].

1.2.5.2 Surface quality

Surface roughness and morphology are the most important criterion for measuring the quality
of SLS objects because the defects on the function surface can fail the product. Understanding
the characteristic of surface topography is a highlight to improve surface quality. We introduce
Sa describing the surface roughness, it represents the values of the arithmetical mean height
of the surface, and is calculated by the following equation:

Sa = 1
A

∫∫
A

|z(x, y)| dxdy (1.2)

The rough surfaces caused by layered manufacturing and adherence of incomplete
molten particles depend on various process parameters. There exist many works analysing
the roughness of the powders and their production. Bacchewar et al. [80] used the ANOVA
(analysis of variance) method to analyse how the parameters like laser power, beam speed,
build orientation, layer thickness, and hatching spacing influence the average surface rough-
ness in SLS process. Anish Sachdeva et al [81]. fabricated the PA12 by SLS process and
analyzed the connection between surface roughness and the process parameters (laser power,
preheating temperature, hatch space, and hatch length) by experimental methods. Their ex-
perimental results showed optimal manufacturing parameters for PA12 polymer, the optimal
parameters are the laser power between 28 - 32 W , the hatching space equal to 0.2 mm, and
bed preheating temperature at 449 K. These parameters would lead to the lowest surface
roughness of PA12. Zicheng Zhu et al. [82] studied the connection between real surface and
the process parameters, porosity, and predict the product’ mechanical properties. They re-
vealed that reducing the porosity of the object could smooth the object’s surface. The results
mean that suitable process parameters (sinter speed, laser power, and ink grey level) would
lead to improving the product’s mechanical properties through adjustment of porosity.

(a) (b)

Figure 1.23: (a) Height map of sample’s surface.(b) Porosity tomography image [82].
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1.2.5.3 Microstructure

Anisotropy, heterogeneity, and porosity all highly affect the microstructure of the fabricated
parts. The anisotropy is affected by the laser scan direction and layer orientation. Scanning
direction influences the mechanical properties of the sample. The highest compressive strength
and densification are got when the layer orientation relative to Z-axis is equal to 90 ◦, while
the weakest compressive strength is got when the orientation is equal to 0 ◦ according to
Mihaela’s experiments [83]. The heterogeneity of the manufactured part is affected by the
powder spreading condition, scan strategy, environment temperature and laser density. These
parameters influence the thermal distribution in the powders, appropriate parameters promote
the sample’s melt density and lead to a better microstructural homogeneity [84] [79]. Porosity
is a common defect widely existing in SLS process and lead to poor mechanical properties.
Many reasons and parameters influence the porosity of the fusion zone. These parameters are,
but not limited to the laser specification, scan direction, laser density, balling, powder stacking
density, powder morphology, surrounding temperature, surrounding gas flow condition and so
on [85].

1.2.6 Numerical method of the multiphysics coupling

SLS technology is a process that uses a laser source to melt the powders quickly, then the
fused particles are connected for forming a new product. A critical element widely used in
the additive manufacturing processes for designing and fabricating products is development of
an accurate and efficient model to reflect a series of complex thermal histories and physical
phenomena in this process. Lots of numerical methods are undertaken by researchers.

(1) Finite element method (FEM)

In the SLS process, heat conduction takes place in a heterogeneous system made of
solid particles and voids. The powder bed can be considered as an equivalent homogeneous
medium and simulation can be done by using the finite element method (FEM) the grain level.
The FEM is a good way to model the sintering process and thermal behavior under different
parameters, and many commercial software were developed based on the FEM method. Omar
Lopez-Botello et al. [86] combined two-dimensional Cellular Automata (CA) and Finite Element
(FE) (CA - FE) together for considering the powders melting and crystalline transformation,
and tracking the interaction between several melt pools. In this model, the FE is used for
considering higher temperature problems, and CA is used for considering the grain growth
problems. Finally, the CA - FE model is also used for predicting melt pool cooling and
solidification rates, size of the molten pool and the type of micro-structure growth in the SLM
process.

Dai, K., Shaw et al. [87] used FEM to build a numerical model simulating thermal
conduction and mechanical behavior of metal and ceramic powders. F.R. Liu et al. [88] also
used a micro 3D FEM for building a multi-layer particles cubic stacking model to describe the
thermal evaluation of the porous bed in SLS process. There are many kinds of research focused
on using FEM methods to simulate the whole SLS process, it is a useful method to help us
to understand thermal evolution in the powders, microstructural formation, and densification
process of semicrystalline phenomenons in AM manufacture. However it is difficult to take
into account volume shrinkage and deposition of a new layer, this method too much relies on
empirical values which are hard to predict and measure during the sintering process, and it is
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not possible to capture the physical phenomenon of interacting grains.

(2) Discrete Element Method (DEM)

The discrete Element Method (DEM) is a numerical method used to solve all in-
volved physics equations at the grain level during AM technology. This method is useful for
simulating phenomena with discontinuous connections and linking all the physical phenomena
with interacting separate particles. And in optimizing the SLS process, the DEM method gives
a more natural and accurate numerical result [39].

Figure 1.24: Overview of the Discrete Element Method. At right, the variables associated
with the collision mechanics are diagrammed [89].

John C. Steuben et al. [89] [90] used the DEM method simulating the thermal
transfer in the particles, making a detailed discussion on the broader inter-particles bonds
formation in the contact and collision situation. A schematic overview of interacting spherical
particles is shown in Fig. 1.24. The contraction models are built according to normal and shear
forces between the particles.

(a) (b)

Figure 1.25: (a) View of initial and compacted specimens for mono-disperse and poly-disperse
medium. (b) Time history of average possible contacts for one particle[91].

Rimantas et al. [91] used DEM methodology to express the constitutive behaviors
of the SLS process and presented the temporal evolution of microscopic behavior for poly-
dispersed material with the normal size distribution. Their results are shown in Fig. 1.25,
indicate that particles dispersion formation influences the contact possibility, further influencing
the heat flux transmission behaviors. The uneven distribution of heat transfer rates is caused by
dispersion of the particle size, these phenomena just can be simulated by the DEM method,
which is the biggest advantage of this method. However, its computation cost makes its
method’s extension to the real part scale difficult.
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(3) Finite volume methods (FVM)

In the scope a homogeneous medium, the finite volume method (FVM) also could
be used for modeling all the involved physical phenomena in the SLS process, and it is easier
to consider the volume shrinkage and deposited layers, but these still exists problems to get
the accuracy value of sintering the parameters. Pengpeng Yuan et al. [92] based on CFD
software developed the FVM and successfully simulated the thermal behavior and molten pool
dynamics during the SLM of TiC/AlSi10Mg nanocomposites. Aoulaiche Mokrane et al.[93]
assumed the powder bed as a homogeneous medium and the FVM model was used to simulate
the involved multi-physical behaviors, which include thermo-physical properties, laser power
distribution, coalescence process, fusion, gas diffusion, shrinkage and crystallization. The
governing equations are discretized in time using a second-order semi-implicit Crank–Nicolson
scheme and using third-order Runge-Kutta methods discretized time-dependent models in
time.
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CHAPTER 2. MODELING AND NUMERICAL METHODS IN SLS PROCESS

The SLS technology has been studied for many years, and there are still many aspects
that need to be studied: many projects focus on laser sources and new types of materials,
trying to find an effective and reliable method to fabricate the polymers. The level of laser
melting technology is still far from mature enough to be applied in various industrial fields. It is
important to develop a mathematical model for promoting technology wide usage in industrial.

2.1 The Heat Transfer Model

2.1.1 Governing equation

In a SLS process, heating power is brought by moving laser beam and contributes to increasing
temperature and melting polymer. During the cooling phase, there will be crystallization
and the corresponding enthalpy. In the powders there are laser-particles interaction resulting
in a source term, heat conduction, melting resulting in coalescence and densification, and
crystallization. Due to melting, coalescence, densification and crystallization, thermo-physical
properties of the powder bed change in time. If we consider the powder bed as an equivalent
homogeneous medium, heat equation governing a SLS process can be defined as:

ρCp
∂T

∂t
= ∇(λ∇T ) + Q + Sf + Sc (2.1)

where T is the temperature of the powder bed, ρ is the density of the powder bed, Cp its
specific heat, λ its thermal conductivity, Q the heat source brought by laser beam through
laser-particles interaction, Sf the melting latent heat, and Sc is the crystallization enthalpy.
In a SLS process, Q is brought first and results in T variation, then Sf becomes significant
because of melting. After various laser scanning and layer adding, the parts are cooled down
and Sc becomes important due to crystallization. This means that Q, Sc and Sf are almost
never non-zero at the same time.

2.1.2 Bondoury condition

Simulation the whole SLS process is a time cost process, we chose a smaller part in the
X and Y directions inside the products to simulate the thermal distribution and material
physical evolution in the whole Z direction, shown in Fig.2.1. The energy transfer through the
surrounding environment of the whole powders is achieved through two boundary conditions.
The top surface of the powder bed is in contact with air, there is therefore heat exchange by
convection and radiation during the SLS process:

−k
∂T

∂n
= −htot(T − Text) (2.2)

htot = h + εσ(T 2 + T 2
ext)(T + Text) (2.3)

where h is heat transfer coefficient of natural convection, assumed to be equal to 15, ε, the
surface emissivity, is equal to 0.8, σ is the Stefan-Boltzman constant , Text is the ambient
temperature and n is the surface normal direction [93]. On the bottom and lateral surfaces,
there is no heat exchange and the adiabatic condition is given as follows:
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Figure 2.1: Schematic of manufacturing dominates X, Y and Z direction.

−k
∂T

∂n
= 0 (2.4)

2.2 Laser-powders interaction model

Usually, two types of laser source launching models are considered, they are uniform flat-field
beam profile and Gaussian beam profile [94]. The propagation and analysis equations can be
applied to describe all these types. Fig. 2.3 shows Gaussian, Flat-top and inverse Gaussian
three profiles of laser beams, and the effective diameters are detected by the CCD camera.
The launching laser beam types directly affect the thermal distribution, maximum temperature,
heating zone, and mechanical properties of the products. Usually, the Gaussian laser beam
concentrates more energy on the laser beam center than its periphery, leads to deeper molten
zone at the center of the track. The energy distribution of the flat-top types of the laser beam
is more uniform, and presents a regular molten zone: the particle connection bonds are more
homogenized than Gaussian types. The inverse Gaussian laser always leads to a smaller width
of the free-of-powder consolidation zone, which is one of the reasons for the irregularity of the
single track.

2.2.1 Flat-top type laser

The shape of heat flux transfer in the powder bed is cylindrical if the laser source is the flat-top
type. This model assumes that the laser radiation is constant at all points delimited by the
surface of the laser spot. The heat flux decay in the Z direction can be defined as follows:

Q2 = P

πR2 (e−βz) (2.5)

where P is the power of the laser and R is the radius of laser beam, and β is the average
attenuation coefficient. The flat-top laser type also can be applied to predict the temperature
field during laser sintering of metal powders and polymers. The flat-top beam is not as cost-
efficiency as the Gaussian beam, because the flat-top laser is not naturally preserved as the
beam propagates, it must need an additional beam shaping assembly to convert the laser
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Figure 2.2: Shaping of laser beam profile analysied by the CCD-camera. (a) Gaussian beam;
(2) flat-top; (3) inverse Gaussian power distribution [94].

into the flat top. The advantage is the flat-top type laser overcomes the disadvantages of
Gaussian laser that lead to an energy waste caused by the laser "wings", and the flat-top
beams often result in more accurate and predictable results, easier to get cleaner cuts, and
sharper edges [95].

2.2.2 Gaussian laser: Beer Lambert model

The interaction between the laser and the polymer particles is the most important part of the
simulation of the thermal distribution in the powder bed. The interaction process is affected
by the wavelength of the radiation laser, the energy intensity, the type and shape of the laser
beam, the chemical composition of the material, and the stacking of materials. The common
laser interaction model is the Beer-Lambert distribution model, which just considered the
scattering and absorption and neglects the scattering part. Zhenguo Jiang et al [96] used the
Beer-Lambert law to simulate the energy distribution in the Invar alloy during laser oscillating
welding. L. Dong et al [97] used this method to simulate the laser beam transmission in the
polycarbonate powders and prove the reliability of this method after comparing their simulation
results with Williams’s experiment results [98].

Gaussian type laser is the most common laser type for the fusion of the materials
in the SLS process. The laser intensity decreases radially as a near Gaussian function. If the
no-scattering is considered, the laser attenuation along the depth direction follows Beer’s law,
and the laser distribution at the radius direction follows the Gaussian relationship [99] [44].
The Beer lambert law is one of the useful tools for directly evaluating the laser absorption in
laser powder bed additive manufacture. The volumetric power of heat generated by the laser
beam is the following:

Q = β2(1 − Re)Ie−β2z (2.6)

I = 2P

πw2 e− 2r2
w2 (2.7)

w = Rl

C
(2.8)
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C =
√

ln Re

−2 (2.9)

where P is the power of laser, r is the radial distance to the laser center, and Rl is the
radius of the laser beam, β2 is the average attenuation coefficient, C is the coefficient of
the distribution, Re is the surface reflectivity of the polymer powder bed, which is equal to
4 % for CO2 laser in PA polymer. Moreover, the reflectivity is related to material properties,
temperature and the wavelength of the laser.

Fig. 2.3 shows the optical power distribution map with Gaussian and flat-top laser
beams. The peak of the Gaussian laser is almost twice as large as that of the flat top with
the same laser intensity.

Figure 2.3: Gaussian and flat top beams of the same optical power.

The laser input incident angle is also an important factor that influences heat transfer,
the incident angle affects the heat efficiency, and further influences the product’s quality. Faud
et al [100] compared the relative intensity distribution in PA plat surface with three different
incident angles(θµ) of 0 ◦, 45 ◦ and 78 ◦. The incident angle rearranges the laser photons
distribution in the powder bed. The results of laser beam relative intensity distribution in the
beam center along the normal direction for five resolutions and three incident angles are shown
in Fig. 2.4. The volumetric of power generated by the laser beam is following,

I(x, y, β) = P

σ
√

2π
e−( x∗−x0

2w
)2

e−σy∗ (2.10)

x∗ = x −
√

y∗2 − y2 (2.11)

y∗ = y

cosθµ

(2.12)

where x0 is the center of the beam and the value of the beam diameter is w, the correction
factor, the refraction angle σ , is introduced to modify the Beer-Lambert laws. In SLS process,
the incident angle(σ) is 0.
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Figure 2.4: Comparison of the analytical and numerical relative intensity distribution in the
beam center along the normal direction for five resolutions and three incident angles [100].

2.2.3 Gaussian laser: Scattering model

2.2.3.1 Introduction

The real polymeric materials contain a large variety of heterogeneities, the laser transmission
in this zone is strongly influenced by reflectance, transmittance, and absorptance. The laser
photons traveling in the polymer powder bed are similar to the electromagnetic wave traveling
through a medium, the attenuation is all caused by the extinction phenomenon, in which
absorption and scattering phenomena can equally coexist or prevail over each other. G. Zak
et al. [101] use pinhole techniques to measure the laser-transparent part in laser transmission
welding. Fig. 2.5 shows the T-NPFD profile along the Y direction, the experiments illustrate
the beam scattering enlarges the laser "wing" and decreases the central laser. The scattering
phenomenon widely exists in laser transmission in particles, the scattering changes laser travel
paths, and rearranges the enlarged distribution, Therefore, for better simulating the heat
distribution in the powder bed, the heat flux equation needs to be modified and the scattering
phenomenon must be considered.

Figure 2.5: Y-axis T-NPFD profile after scattering by 3.2-mm PA6 GF30 % plaque (line scan
along X) compared with unscattered-beam profile (three sets of data are shown) [101].

The analytical solution of using Maxwell’s equation and Mie theory to solve the
electromagnetic plane wave from spherical and homogenous particles are given by Mie G [102]
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since 1908. Because of the similarity of the laser photons and the electromagnetic waves, the
Mie scattered theory combined with the Monte Carlo method can be used to simulate the laser
scattering phenomena in semi-transparent polymers. When the laser interacts with the powder
bed, the photons will be reflected, absorbed, or scattered by the particles. If one photon is
not absorbed or reflected outside by the polymer particles, it will go back and forth between
grains: the scattering phenomenon changes the photons’ travel directions. The Mie theory
determines the photon’s hitting directions in the detecting area. Most of the times, a photon
should undergo several scattering steps before being absorbed. The modified Monte-Carol
ray-tracing method can retrace the paths of photon’s transported within the powder bet. The
analytical solution of photons scattering in homogeneous particles provides information on how
the polymer particles scatter the laser and how the scattering parameters efficiently influence
the particle scattering. The absorbed part of the photon’s energy is calculated following the
Beer-Lambert absorption principle, the attenuation rate depends on the absorption attenuation
coefficient and the absorption lengths. The scattered part follows the Mie scattering theory,
and the reflected part follows the Fresnel principle [103] [38] [104].

2.2.3.2 The scattering methods

Photons initialization

The initial laser energy is equally divided into millions of photons. For better mapping
of the laser beams and the spatial distribution of photons in the powder bed, at least 1,000,000
photons are required. The power carried by a photon is set to I0 = P/N , where P is the power
laser, N is the number of photons, we choose N = 2,000,000 in the simulation. The photons
considered come from laser source and arrive at the powder surface. The laser photons’ initial
positions is defined by the laser radius and the beam angles, the laser intensity distribution
in radial direction obeys the Gaussian distribution. The photons being located on the powder
surface move all in the z direction (incident angle of 0 ◦), where the initial propagation
directions are −→u0 = (0, 0, 1) and their initial positions are defined as follows:

x0 = r cos(ϕ)
y0 = r sin(ϕ)
z0 = 0

where r = nσRlξ1 is the radial position with Rl the radius of the laser beam, and ϕ =
2πξ2 ∈ [0, 2π] is the azimuthal position, ξ1 is pseudo-random numbers satisfying the Gaussian
distribution and ξ2 is the random numbers uniform distributions in the range of [0, 1], nσ is the
present the standard deviation in the range of [0.5, 1], and it is equal to 1 in our simulation.

Photons scattering

In the modified Monte Carlo method, a three dimension travel path of a photon
travel in the powder bed is determined by multiple times scattering. The deflection angle (θ)
for photon’s scattering in powder bed is characterized by Henyey-Greenstein functions:

cos(θ) = 1
2g

{1 + g2 − [ 1 − g2

1 − g + 2gξ1
]2} (2.13)

where g is the anisotropy factor, its value is between -1 to 1, and ξ1 is a pseudo random
number. As shown in Fig. 2.6, when g is equal to 1, it indicates that photons are undergoing
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forward-directed scattering, g equal to 0 indicates are isotropic scattering and g equal to -1
indicates back-directed scattering. Normally, g is between 0.6 to 0.98 in the SLS process and
depends on the reflection rate. The relationship between the reflection rate and the value of
g is shown in Fig. 2.7. For manufacturing PA polymers, the reflection is always equal to 4 %,
hence, the value of g is equal to 0.93.

(a) g=0.06 (b) g=0.96

Figure 2.6: Phase function for g, (a) g = 0.06 , (b) g = 0.96 [38].

Figure 2.7: Relationship between anisotropy factor g and reflection rate of medium [105].

In the case of scattering, the photons’ travel distances in the powder bed can be
longer than the particles’ diameter. These photons are scattered several times through the
particles. Laser energy is repeatedly absorbed by polymer particles and the absorption rate of
polymer powders is different from that of solid polymers. The photons’ scattering directions
and travel angles are independent parameters that can be calculated by Mie-theory. Denoting
the longitudinal and azimuthal angles of a photon’s moving direction by respectively θ ∈ [0, π]
and ϕ ∈ [0, 2π] in the spherical coordinates, the initial moving direction is (ϕ, θ) = (0, 0) and
the photon’s new moving direction can be calculated for an unpolarized radiation by:

ϕ = 2πξ2 (2.14)
where ξ2 is a pseudo random number with a uniform distribution between [0, 1]. If the deflection
angle θ and the azimuthal angle ϕ decided, the photons’ new moving directions (µ′

x, µ
′
y, µ

′
z)

are calculated according to the given direction (µx, µy, µz) and angles (ϕ, θ) :

µ′
x = sin(θ)√

1 − µ2
z

(µxµz cos φ − µy sin φ) + µx cos θ (2.15)

µ′
y = sin(θ)√

1 − µ2
z

(µyµz cos φ − µx sin φ) + µx cos θ (2.16)

µ′
z = − sin θ cos φ

√
1 − µ2

z + µz cos θ (2.17)
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If the photon’s propagation is almost colinear with the z-axis, when |µz| > 0.99999,
to avoid the blow-up, the following Snell’s equation should be used:

µ′
x = sin(θ) cos(φ) (2.18)

µ′
y = sin(θ) sin(φ) (2.19)

µ′
z = |µz| sin(φ) (2.20)

where µ′
z returns 1 if µz is positive, and returns -1 if µz is negative. The photon’s propagation

in powder bed is defined by l = − ln(ξ3)
αa

where ξ3 is a random variable uniformly distributed
between 0 and 1 and αa is the absorption coefficient. However, as the photon’s distribution
is influenced by the powder bed density, the photon’s propagation is modified as follow:

l = − ln(ξ3)
αa

(a ln(A) + b) (2.21)

where l represents the photon’s travel distance between scattering/ absorption, A is the relative
density of the powder bed and a and b are constants equal to -0.46 and 1 respectively. This
is equivalent to:

αall = αa + αs (2.22)

where αall, αa and αs represent the total attenuation, the absorption and the scattering
coefficients respectively. ξ is random variable uniformly distributed between 0 and 1.

The photon’s position is determined by the three spatial coordinates and the two
angles for the travel direction. Once the photon’s travel distance is determined, its new position
is updated accordingly:

x′ = x + µx · l (2.23)
y′ = y + µy · l (2.24)
z′ = z + µz · l (2.25)

Photons’ absorption

Except for laser photons reflection, scattering, and transmission, most parts of the
photons are absorbed by the polymer(Fig. 2.8). Most kinds of polymers show a high absorp-
tance for CO2 laser which with wavelength equal 10.6 µm, the absorption rate is usually
between 0.73 to 0.94 [106]. The absorbed parts are calculated following the Beer-Lambert
absorptance laws that can be simple written as follows,

I(d) =
∫

a
Iλ0e−αλddλ (2.26)

where the αλ is the monochromatic attenuation coefficient, λ is the wavelength of the laser,
I(d) is the radiation energy intensity connected with the physical length of absorption, given as
d, Iλ0 is the initial radiation energy intensity. The absorption rate is decided by the absorption
coefficient and the absorption length. The absorption coefficient depends on the polymer’s
physical properties and the packing structure of the powder bed.

In the polymer laser sintering process, we always use CO2 laser as the heat source is a
unique wavelength, α is the attenuation coefficient for this laser absorbed in this type polymer,
is equal to 17000, the Beer-Lambert attenuation equation can also be written as [107]:

I(d) = I0e
−αd (2.27)
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(a) (b)

(c)

Figure 2.8: Attenuation path of photon k inside powder bed [105] [108].

where I0 is the laser energy carried by each photon, d is the absorption length.

In our SLS simulations, we assume the powder bed is a homogeneous medium with
combined with polymer particles and air holes, the laser is only absorbed by the polymers and
totally transform in the air. The photons’ scattering travel length (L) between two scatterings
are expressed as follows:

L2 = (xi − xi+1)2 + (yi − yi+1)2 + (zi − zi+1)2 (2.28)

where (xi,yi,zi) and (xi+1,yi+1,zi+1) are the positions of photons at i times scattering and
(i + 1) times scattering. The values of L is the photons’ scattering travel length, which is
different from the absorption length used in Eq. 2.27, because the laser photon is just absorbed
by the polymer but not absorbed by air. The real absorption(d) lengths consider both the size
of particles and the powder bed’s density(D). If the scattering travel length (L) is shorter than
the powders’ diameter(2 ∗ r1), the laser photon must come out from the particles if the laser
photon enters the particles until it has been totally absorbed by the polymer. Therefore, the
absorption length(d) is equal to the powder’s diameter. If the scattering travel length is longer
than the powder’s diameter, the absorbed length is equal to the particles diameter pluses the
free part, which is calculated by the powder bed’s density(D) and the random number(ξ4).
The real absorption length (d) can be calculated by the following:

I(i, j) = I(i, j − 1) ∗ e−αd (2.29)
d = 2 ∗ r1 + ξ4(L − 2 ∗ r1) ∗ D if L > 2 ∗ r1 (2.30)

d = 2 ∗ r1 if L ≤ 2 ∗ r1 (2.31)

Photons reflection

When photons are reaching the surface or the bottom of the powder bed, the possibil-
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ity that a photon is reflected or transmitted is computed by the Fresnel’s reflection coefficient:

R(θ) = 1
2[sin(θi − θt)2

sin(θi + θt)2 + tan(θi − θt)2

tan(θi + θt)2 ] (2.32)

θi = cos−1 µz (2.33)
where θi represents the angle of incidence on the boundary, and θt is the transmission angle
which can be calculated by Snell’s law:

ni sin(θi) = nt sin(θt) (2.34)

with ni and nt representing respectively the incident and transient refraction coefficients.

A random number ξ uniformly distributed in range of [0, 1], is used to decide whether
the photon is reflected outside the powder bed or transmitted in it.

If ξ ≤ R(θi), then the photon is internally reflected, the photons stay on the bound-
ary, the position and direction of the photons are updated accordingly reversing the z com-
ponent, the new direction is: (µ′

x, µ′
y, µ′

z) = (µx, µy, −µz). Otherwise, if ξ > (R(θi)), the
photon leave the powder bed. And when the photon leave from the bottom boundary, the
photon is recorded as transmitted radiation. When the photon leave from the top boundary,
these photons are called back-scattered radiation.

2.2.3.3 Laser energy

After considering the scattering phenomenon, the photons’ transport paths in the powder bed
are rearranged, we obtain a renewed absorbed photons’ final distribution map which represents
the energy distribution brought by the laser beam into the powder bed. Data fitting is then
performed using the power distribution map, a similar but more complex expression to the
Beer-Lambert law is chosen:

Q = β1(1 − Re)P ( n

πb2 e− r2
b2 + c + az

πb2 e− 9r2
b2 )e−β1z (2.35)

where Q, the heating power of the laser beam, depends on the radial and vertical positions
(r, z), P is the power of the laser beam, β1 is the total attenuation coefficient in the vertical
direction of the powder bed, n, a, b, and c are the coefficients relative to the radial distribution
of the heating power, these correction coefficients depend on powder density, powder size,
and laser reflection rate. Note here that the term depending on a and c is resulted from
scattering because without scattering photons’ transport paths are only in z direction and
that, as is suggested and can be seen later on, with z increasing the laser heating power is
more concentrated around the laser axis.

2.3 Modeling of the thermo-physical properties

2.3.1 Density and the specific heat

The density(ρ) and the specific heat (Cp) of the homogenized powder bed change with the
material’s phase change, which are calculated by using the parallel model,
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ρ = (1 − φ)[(1 − fl)ρps + flρpl] + φρgas (2.36)

Cp = [(1 − φ)[(1 − fl)ρps(Cp)ps + flρpl(Cp)pl] + φρgas(CP )gas]/ρ (2.37)
where φ is the gas fraction or the porosity, fl is the liquid fraction, ’ps’, ’pl’, ’gas’ are solid
phase, liquid phase and gas phase respectively.

2.3.2 Conductivity

Heat transport in complex porous materials is an essential requirement for modeling the SLS
process. Models used for the low porosity material (φ < 10 %), the medium density mate-
rial with porosity between 15 % and 85 % and the material with high porosity higher than
90 % [109] are different.

(1) high porous material

If the porosity higher than 10 %, the effective thermal conductivity is calculated by
Maxwell model and expressed as [110]:

γ = λp − λgas

λp + (d − 1)λgas

(2.38)

λ = λgas
1 + 2γφ

1 − γφ
(2.39)

where d is the geometric factor to calibrate the model (d = 3 or 4.5 ), λgas is the thermal
conductivity of gas, λp is the conductivity of semi-crystalline polymer, without melting, λp is
the same as solid polymer conductivity (λps).

(2) medium porous material

The modified Maxwell’s model proposed by Chiew and Glandt [111] is used to cal-
culated the thermal conductivity in the medium dense material:

λ = λgas
1 + (d − 1)γφ + (k2 − 3γ2)φ2

1 − γφ
(2.40)

A linear relation between k2 and γ is proposed according to Chiew and Glandt’s
report conductivity equation is corrected as follows after taking the best value of k2:

λ = λgas
1 + 2γφ + (2γ3 − 0.1γ)φ2 + φ30.05exp(4.5γ)

1 − γφ
(2.41)

(3) lower porous material

The final effective conductivity of the powder bed can be calculated from Hailton
and Crosser’s model [112], the grain’s shape, arrangement, composition and the porosity of
the powder will influence the conductivity of two-component mixtures [113] [114].

λ = λp
1 + (d − 1)γ(1 − φ)

1 − γ(1 − φ) (2.42)
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γ = λp − λgas

λp + (d − 1)λgas

(2.43)

With melting, the thermal conductivity of the polymer is calculated as follows [115]:

λp = (1 − fl)λps + flλpl (2.44)

where λp is the polymer thermal conductivity, λps is the solid polymer thermal conductivity,
and λpl is the liquid polymer thermal conductivity, and fl is the liquid fraction. The proportion
of the liquid and gas phase highly influence the density, specific heat and conductivity of the
polymer powder.

2.3.3 Emissivity

The material surface can exchange energy in the form of radiation, the effectiveness in emitting
energy as thermal radiation is called emissivity, a ratio varying from 0 to 1. The amount of
energy emitted by the surface depends on the material’s temperature and surface properties.
The thermal emissivity of the powder bed εbed is decided by the materials and the powder
bed’s base plate, shown in Fig. 2.9, the emissivity is expressed as follows [116]:

εbed = Fpcεpc + (1 − Fpc)εbp (2.45)

where Fpc is the area fraction of the powder coverage region of the base plate, εpc is the
emissivity of powder, and εbp is the emissivity of the base plate. Fpc is in the range of 0 - 1.
If the initial thickness of the powder layer is thicker enough and the particles fill all the plate,
the powder bed can be seen as a complete powder packing box and Fpc is equal to 1. This
condition is fulfilled by the initial layer in the SLS process. The thickness of a new layer is
around 100 µm and does not fully cover the polymer particles of the former layer, Fpc is taken
to be equal to 0.933.

Figure 2.9: Schematic showing that the energy is absorbed by the powder bed and the base
plate (red line).

The emissivity of powder (εpc) is calculated following the Sih and Barlow’s law [117].
The emission of the powder combines the emitting polymer particles with the emitting holes
among these particles.

εpc = Ahεh + (1 − Ah)εs (2.46)
where Ah is the area fraction of the surface which is calculated by the porosity of the powder
bed, and εh is the emissivity of the holes. The holes can be seen as black and εh is equal to
1 for the holes.

Ah =
0.908φ2

pc

1.908φ2
pc − 2φpc + 1 (2.47)
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εh =
εs[2 + 3.082(1−φpc

φpc
)2]

εs[2 + 3.082(1−φpc

φpc
)2] + 1

(2.48)

where φpc is the traction porosity of the powder coverage region that can be calculated by:

φpc = 1 − 1 − φ

Fpc

(2.49)

where φ is the fractional packing porosity of the whole powder bed. With laser heating the
polymer part, the surface porosity decrease because of the polymer molten and hole collapse,
the emissivity of powder bed decreases slowly and tends to the polymer emissivity.

2.4 Modeling of melting process

2.4.1 Melting latent heat

A melting process is accompanied by the absorption of latent heat. In terms of heat balance,
the melting can be represented by the heat sink Sf in Eq. (2.1). Sf can be calculated by
Voller’s theory [118]:

Sf = −(1 − φ)δh
∂fl

∂t
(2.50)

where φ is the porosity of the powder bed, fl is the liquid volume fraction which varies from
0 to 1 and δh is the latent heat absorbed by the melting polymer. The melting phase change
is accompanied with latent heat evolution, the latent heat absorbed by the melting polymer is
calculated as follows :

δh = ρLfl + ρpl

∫ T

Tl

(Cp)pldθ − ρps

∫ T

Ts

(Cp)psdθ (2.51)

fl + fs = 1 (2.52)
where L is the latent heat of polymer, fl and fs are respectively the volume fractions of liquid
and solid, ρpl and ρps are respectively the densities of liquid polymer and solid polymer, Ts

and Tl are the melting start temperature and end temperature, and (Cp)pl and (Cp)ps are
respectively the specific heat of liquid polymer and solid polymer [119]. Note that fl is a
function of the temperature and that it is first supposed to be linear in the present work:

fl(T ) = (T − Ts)/(Tl − Ts) (2.53)

with Ts =471K and Tl =487K. This linear function, simple and easy to use, has a drawback
with discontinuous first derivative.

In order to obtain a continuous function, the liquid fraction can be expressed as a
third-order polynomial:

fl(T ) = aT 3 + bT 2 + cT + d (2.54)
when a, b, c and d are the constants to be determined. Using fl(Ts) = f ′

l (Ts) = f ′
l (Tl) =

0 and fl(Tl) = 1, the constants are identified as a = −4.8e−4, b = 0.7, c = -336 and d =
53612.8. Fig. 2.10 shows the difference between the two models.
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Figure 2.10: liquid fraction versus temperature, linear and nonlinear models.

2.4.2 Viscosity of polymer

Studying the laser sintering process involves heating cycle and change of temperature-dependent
properties. In the SLS process, the physical properties include viscosity, surface tension, heat
capacity, and thermal conductivity. Among these parameters, the rheology and viscosity are
two important parameters of the fabricating process using polymeric material because the
dynamics of particles sintering is the viscous flow. The heating cycles induce the polymer
chains to entangle together arising from poly-condensation effects, leading to an increase in
molecular weight and the polymer viscosity.

For most commercial plastics, the values of zero-shear viscosity (η0) depends on the
critical molar mass, the value of zero shear viscosity (η0) is decided by the polymer molecular
weight, and can be expressed as [120]:

η0 = C(Mw)n (2.55)

where Mw, the molecular weight, is sensitive to the melting cycle, and C is a constant equal
to 0.18 for PA6. Theoretical values of index n for commercial polymers is usually in the range
of 3.4 - 3.6, and the n is equal to 1 if the Mw is less than polymer critical molecular weight

The value of zero shear viscosity changes dramatically during the SLS process. Barry
Haworth et al. [61] tested the molecular weight of virgin and used PA6 polymer particles. The
molecular weight (Mw) of virgin polymer particle is 18900 g/mol, and the molecular weight
of the "used" polymer particle increased to 58050 g/mol which is much higher than virgin
powder. The zero-shear viscosity for the recycled particles increase to 5090 Pa.s, which is
more than ten times higher than that of virgin polymer particles (309 Pa.s). Fig. 2.11 shows
the viscosity with four types of PA12 material in the low shear rate range. The variation in
viscosity and the molecular weight between used and new polymers are caused by the solid-
state post condensation phenomenon. The polymer molecular weight increase caused by the
post-condensation phenomenon is confirmed by GPC experiments, the virgin, used and mixed
polymer powders show a large difference in molecular weight on GPC curve [121] [61]. These
observations indicate that the flow behavior of PA12 is much influenced by the polymer usage
status. In reality, the lower relative molecular weight favors the sintering process, but the
higher molecular weight with more polymer entangling together promotes the enhancement of
mechanical properties.
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Figure 2.11: Shear viscosity data from capillary rheometry at 473K for PA-12 polymers, plotted
as shear viscosity vs shear rate [121].

Figure 2.12: Initial zero-shear viscosity-time profile for PA12 polymer [122].

It is difficult to get accurate viscosity values because the SLS polymer powder bed
mixes the used and virgin polymers. The aging rate for the used polymer is difficult to
control because the number of heating cycles, the maximum temperature, and the preheating
temperature influence the polymer’s initial zero-shear viscosity. Sasan Dadbakhsh’s paper [122]
showed the connection between isothermal temperatures and the powders’ aging rate. As
shown in Fig. 2.12, the virgin powders are kept at various isothermal temperature (190 ◦C,
210 ◦C and 230 ◦C) with different periods. Higher temperature and longer time induce
higher polymer aging degree, and the initial zero-viscosity of the polymer, because the post
condensation phenomenon makes more "cross-linking" of the polymer. For studying the flow
behavior, there are several viscosity models developed for modeling the shear viscosity of the
polymer. Including the Cole-Cole model which is used for simulating the constant viscosity
region at low shear rates and the Carreau and Cross WLF models, which account for the
tendency towards Newtonian behavior (non-linear strain rate dependence) and temperature
sensitivity [123].

(1) Cole-Cole model

The nonlinear rheological behavior is that the viscosity η of a polymer melt in steady
shear crosses over from the shear rate-independent plateau to the shear thinning regime, K.S.
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Cole and R.H. Cole express the behavior as follows [124] [125] [126].

η(Je) = η0

(1 + Jeτrelax)h
(2.56)

where η0 is the viscosity in the limit of the zero shear rate, τrelax is the relaxation time, Je

is the shear rate and h is the shear thinning exponent. The viscosity and the relaxation time
decrease with temperature increasing. Tab. 2.1 summarises the relaxation time of PA12 at
different temperature calculated by the Cole-Cole viscosity model from temperature ranging
from 170 ◦C to 230 ◦C.

Table 2.1: Terminal relaxation time obtained from the Cole-Cole representation for different
temperatures.

Temperature(◦C) 170 180 190 200 210 220 230
τ0 4 1.9 1.3 0.7 0.5 0.2 0.1

(2) Carreau-Yasuda model

According to Carreau and Yasuda [124], the viscosity as a function of frequency
changes with temperatures (Fig. 2.13).

Figure 2.13: angle of clination–temperature.

The terminal relaxation time can be calculated as follows:

τrelax = ηJ0
e (2.57)

where τrelax is the longest relaxation time in the relaxation time distribution, η is the shear
viscosity [Pa.s] and J0

e is the steady state shear compliance,

J0
e = 1.798Me

ρRT
(2.58)

ρ(T ) = 1308.8 − 1.2(T − 273) (2.59)
where Me, the average molecular weight between entanglements, is equal 1980 g/mol for
PA6 according to experimental data on mono-disperse system, ρ is the polymer density at
temperature T [K], and R is the constant of perfect gas [127]. The shear viscosity (η) can be
calculated as follows:

η(T ) = η0exp(Ea

R
( 1
T

− 1
T0

)) (2.60)

where η0 is the initial viscosity at the temperature equal to T0 [128] and Ea is the activa-
tion energy, depending on the polymer’s properties. The post condensation of solid polymer
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particles induces the aging phenomenon and decreases the activation energy. The activation
energy for the PA6 varies from 24.1 kJ/mol to 105 kJ/mol.

Tab. 2.2 shows the viscosity and relaxation time calculated by the Carreau-Yasuda
model. Compared with Tab. 2.1 calculated by the Cole-Cole model, the relaxation time is in
the same order of magnitude.

Table 2.2: Terminal relaxation time obtained from the Carreau-Yasuda representation for
different temperatures [124].

Temperature(◦C) 170 180 190 200 210 220 230
η0(Pa.s) 50000 22313 12276 7269 3805 2726 2093

τ 5.4 1.9 1.9 1.3 1.0 0.5 0.4

The surface tension of the PA6 is calculated by the following equation:

Γ = −0.0556 × T + 40 (2.61)

where T is the temperature (◦C) and Γ is the surface tension (mN/m).

2.4.3 Model of coalescence

Sintering results in melting, particles coalescence and air bubble escaping which form a process
of compaction coused by heating or pressure and can happen in metals, ceramics, plastics
and other materials. Above the melting temperature, the air diffuses through the particles’
boundaries, while the particles coalescence together as a solid object [129]. The procedure of
particles coalescence and the molten part densification is shown in Fig. 2.14.

A sintering process can be separated into three stages: the first stage of sintering
is the connection necks forming between the particles. Polymeric particles are heated above
the melting or glass transition temperature, they melt and adjacent particles are connected.
This process is usually finished at the heating period, before the temperature decreases below
the initial melting temperature. During this period, the polymer particles’ interfacial energy
is reduced more than 50 % because of the neck growing, other factors like pressure, density,
particles size distribution and area of the free surface all influence this stage. The classical
analytical models is based on the Newtonian flow assumption, where the work done by surface
tension is opposed to the energy dissipated by viscous flow, and the effects of gravity and
sintering shear rate are neglected [129]. At the second stage, the particles form stable periphery
grain boundaries, and smaller grains are eliminated to form large grains with large pores. At
this stage, the densification occurs with grains enlargement and fusion. When the porosity
fall to smaller than 6 %, the sintering process is in the third stage. At the third stage, the
material continues transporting for filing the pores, forcing the air inside the bubbles to diffuse
in the polymers. This stage is really slow compared to the previous two stages [130].

The coalescence is the collective name for the first and second stages. The coa-
lescence is a process that the two or more particles merge to form one large particle under
partial molten situation, the schematic of coalescence process is shown in Fig. 2.15. The co-
alescence control factors include the polymer particle size, morphology of the particles, shear
rate, volume fraction, viscosity ratio and the type of block co-polymer. Higher shear rate and
lower viscosity promote the coalescence rate because they improve the flow ability of molten
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Figure 2.14: Two-dimensional scheme of the sintering process in a polymeric powder bed [129].

material, high mobility of polymer reduces the particles connection resistance. In addition,
adding small copolymer is a good method for promoting the coalescence rate [131]. Different
sintering stages can be represented by different the sintering models. We briefly review the
classical viscous sintering models, including Frenkel’s model [132], Cluster model [133] [134],
and Mackenzie–Shuttleworth’s model [135], which are used respectively in the first, second,
and third stages. The general ideas are the following. First, the number of necks formed
for each particle of mono-dispersed spheres varies from 3 to 8, the average number is equal
to 5. Second, the sintering only happens on polymer effective surface. Third, the boundary
for choosing a different model is not clear. If ρr > 0.96, we think the coalescence process is
totally finished, all the pores are closed and the air inside can only escape by the diffusion in
the powder bed.

Figure 2.15: Schematic of coalescence of two spherical particles [93].

Modified Frenkel’s model

There are several models describing the viscous sintering of polymer particles. Frenkel [132]
proposed an equation to describe how the surface tension and viscosity influence the coales-
cence of two particles at the initial stage of the sintering, this model is suitable for spherical
particles [136] [52]. It is based on the energy balance between the work of surface tension
and the viscosity dissipation, the shape of two merging particles is shown in Fig. 2.15. The
initial distance between the particles is L0, they have only one contact points and the distance
between the particles decreases with the sintering .

The modified Frenkel’s model describes the Newtonian sintering process (the first
sintering process). During this process, the coalescence rate is affected by the material’s surface
tension and particle size [137]. The growth rate of connection neck length is calculated by the
following equation:

r(t) = r0(
4

(1 + cos(θ(t)))2(2 − cos(θ(t))) 1
3 (2.62)
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where r(t) is the particle radius and θ(t) is the sintering angle. The total particles’ surface
change with sintering angle is the following

S = 4πr2(1 + cos θ) = 8πr2
02 1

3

(1 + cos θ) 1
3 (2 − cos θ) 2

3
(2.63)

The work done by surface tension, Ws, depends on the rate of surface reduction. It
is calculated as follows:

Ws = −ΓdS

dt
(2.64)

where Γ is the coefficient of surface tension and S is the surface of the sinterinng particles.
For considering the particle radius change with times, the rate of surface reduction is corrected
as follows:

Ws = Γ 8πa2
02

1
3 cos θ sin θ

(1 + cos θ) 4
3 (2 − cos θ) 5

3
θ′ (2.65)

The dissipated energy during the sintering process is equal to the work of viscous
force Wv, which is defined as:

Wv = 32πr3
0η

1 − cos(θ)
(1 + cos θ)(2 − cos θ)2 )(θ′)2 (2.66)

According Frankel’s theory, the surface energy (Ws) reduction is equal to the viscosity
dissipation (Wv) rate during in surface deformation process. The θ

′ is always positive, by
equating the work of surface tension to the viscous dissipation, the transform equation can be
expressed as follows:

θ
′ = dθ

dt
= Γ

r0

2− 5
3

η

cos θ sin θ(2 − cos θ)1/3

(1 − cos θ)(1 + cos θ)1/3 (2.67)

sin(θ) = x/r (2.68)

The x is the neck radius, Γ and η are surface tension and viscosity of the polymer
respectively. When the laser melts the polymer grains, the melted neighboring particles will
form a neck between them, driven by surface tension, these particles merge into one particle
gradually. For a smaller angles with θ approach to 0, sin(θ) = θ, and cos(θ) = 1 − θ2/2, and
θ(0) is 0 at the initial condition.

Based on the Frenkel’s and Eshelby’s model which use viscosity to describe the
coalescence angles evolution in a sintering process, the following non-linear differential equation
is obtained for viscoelastic fluids according to the balance of energy dissipation:

8(∧τ1k1
∂θ

∂t
)2 + (2 ∧ τ1k1 + ηr0

Γ
k2

1
k2

)∂θ

∂t
− 1 = 0 (2.69)

k1 = sin θ

(1 + cos θ)(2 − cos θ) (2.70)

k2 = 2−5
3 cos θ sin θ

(1 + cos θ) 4
3 (2 − cos θ) 5

3
(2.71)

Modelling SLS 49
Cette thèse est accessible à l'adresse : https://theses.insa-lyon.fr/publication/2022ISAL0123/these.pdf 
© [L. Zhang], [2022], INSA Lyon, tous droits réservés



CHAPTER 2. MODELING AND NUMERICAL METHODS IN SLS PROCESS

where θ is the angle between two particles, Γ is surface tension, η is viscosity of the polymer
and r0 is the radius of the grains. The initial condition of θ is an asymptotic approximation
for 0, ∧ is the Maxwell model constant that can be equal to -1, 1, or 0, and the value of
∧ corresponds to the upper, lower and co-rotational derivatives, respectively. Then, (θ2)′ is
obtained by the following equation known as Bellehumeur’s Law:

d(θ2)
dt

=
− ∧ τ1 − 2ηr0

Γ + [(3 ∧ τ1)2 + 4 ∧ τ1
ηr0
Γ + 4(ηr0

Γ )2] 1
2

2(∧τ1)2 (2.72)

During this stage, the porosity evolution connects to the coalescence angle θ, which
was calculated by Scherer et al. [138]. They also proposed a simplified assumption that
connected the neck growing based on Frenkel’s viscous model:

( x

2r
)2 = 3Ws

8ηtr
t (2.73)

where x and r are respectively the neck radius and the radius of the particles, ηt is the vicosity
at the time t , and Ws is surface energy.

The distance between the centers of the spheres can be related to the neck growth
x for better describing the evolution about the shape of the neck:

( x

2r
)2 = ∆L

L0
(2.74)

where L(t) is the distance between the centers of spheres, L0 = 2r, and ∆L = L0 − L(t)
that can be seen as the linear shrinkage after the sintering. This approximation is only valid
for the beginning of the sintering.

Scherer [138] makes a connection between the melting part’s densification and the
sintering process using the modified Frenkel’s model. Under the condition that the number
of pores per unit solid volume is one pore per unit cell, the number of pores (n) is calculated
by n = (L3

0ρ0/ρ)−1. The powder bed’s density evolution can be simplified by the shrinkage
length with Scherer’s model:

∆L

L0
= 1 − (ρ0

ρ
) 1

3 (2.75)

with ρ = 1 − φ, ρ0 = 1 − φ0 and sin(θ) = x/r, the equation 2.75 can be described as follows:

φ(t) = 1 − 1 − φ0

[1 − ( sin θ(t)
2 )2]3

(2.76)

φ0 and φ(t) are the initial porosity and the porosity at time t of the powder bed. This equation
is derived for a linear arrangement of particles, the volume shrinkage can be calculated by
Eq. (2.76). As each particle usually has 3 to 8 neighbors, it develops an average of 5 sintering
necks in the process.

By now, how the neck forming process in the first sintering stage affects the porosity
evolution is presented. This model uses a simple method to analyze the coalescence change
rate, and particle radius change driven by the viscosity of polymer spheres. This model de-
scribes the isotropic sintering of mono-dispersed spherical particles and suitable for the first
and second stages of the sintering (ρ < 0.96).
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MS model

Mackenzie and Shuttleworth developed an elegant model [139] [135] for simulating
the shrinkage of spherical bubbles in a viscous matrix, which is used in higher relative density
situations (ρ > 0.96). At this stage, the adjacent particles touch each other, and the closed
pores are full of the air trapped in the melted region, the escaping rate for this trapped air is
very slow. Therefore, densification evolution in this sintering stage is slow, the densification
rate is described by Mackenzie–Shuttleworth (MS) sintering model. In this model, the surface
tension and the viscosity of the melted parts are two major factors:

dφ

dt
= −3Γ

2r0η
φ (2.77)

where the r0 is the initial radius of the pores, Γ is surface tension and η is viscosity of the
polymer respectively. Actually, we approximated the pore radius, r(t), by the constant r0,
while the pore number remains fixed. This approximation slightly underestimates the actual
sintering kinetics in the latest stages.

The clusters model

The coalescence speed is different for polymer particles, the smaller particles may
be sintered rapidly and clustered preferentially in the open spaces left by larger particles. The
larger ones may be delayed towards the end of the process. The MS and Frenkel’s models
can not accurately describe the sintering process of pressed compaction of irregular-shaped
polymer particles. Therefore, the Cluster model is introduced to analyse the sintering kinetics
and assessing the pores size evolution during the SLS process [133] [134] [140]. The sintering
rate depends on the volume fraction of particles (fr), and the densification kinetics controlled
by temperature is expressed as follows:

ρ(t) =
∑

r[ρF (r, t)ξrθF (t0.8 − t) + ρMS(r, t)θF (t − t0.8)]fr∑
r[ξrθMS(t0.8 − t) + (r, t)θMS(t − t0.8)]fr

This equation shows the density for each cluster that has different particle size
changes with time t. In the initial stage of the sintering, under the condition of ρ(r, t) 0.8,
ρ(r, t) is calculated following the Frenkel model, while ρ(r, t) = ρF (r, t), θF is equal to 1 and
θMS is equal to 1 . In the final sintering stage,under the condition of ρ(r, t)0.8, the ρ(r, t) is
calculated following the Mackenzie and Shuttleworth model, while ρ(r, t) = ρML(r, t), θMS is
equal to 1 and the θF is equal to 1. For each cluster, ξr is a normalized overall average of the
number of necks forming ability of each particle size r, the empirical expression is ξr = 1/rc

and the coefficient c is depending on the particle size distribution, which is usually equal to
1 in fabricating polymer materials. Eq. (2.4.3) can be explicitly written as follows (ξr = 1
corresponds to a narrow particle size distribution):

ρ(t) =
∑

r

{ ρ0

ρg[1 − 3Wst
8ηtr

]3
θ(t0.8 − t) + θ(t − t0.8)[1 − (1 − ρ0

ρ
)exp(−3Wst2r0ηtr)]}fr (2.78)

where fr is the volume fraction with the radius r and r0 is the particles’ radius in the initial
MS process.
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2.5 Modeling of crystallization

Non-isothermal crystallization takes place under cooling condition due to the thermal ex-
change between the environment and polymer. The crystallization process is a combination
of nucleation with growth. During a crystallization process, the crystallization heat Sc can be
calculated by the following equation [119]:

SC = ρps
∂α

∂t
δHc (2.79)

where δHc represents the crystallization enthalpy and α represents the crystallization rate.

The non-isothermal crystallization rate is computed according to Nakamura’s ex-
pression, the crystallization kinetics theories are described by the evolution of crystallization
rate (α) as a function of temperature (T ) :

∂α

∂t
= nK(T )(1 − φ)[ln( 1

1 − φ
)]n−1

n (2.80)

where n, the Avrami index, depends on the geometry of crystalline and K(T ), the non-
isothermal nucleation rate, is obtained by Hoffman-Loritzen’s theory:

K(T ) = ln(2) 1
n K0 exp( −U

R(T − T |∝))exp(−KG(T + T0)
2T 2∆T

) (2.81)

where K0 is a temperature-independent constant, U is the activation energy of the crystalliza-
tion transformation which takes the universal value of 6270 J/mol, TG is the glass transition
temperature,

T∝ = TG − 30K

corresponds the end temperature of crystallization, KG is a constant related to the nucleation
characteristics and R is the ideal gas constant (R = 8.314J/mol/K).

Crystallization occurs only in the liquid part of the polymer. The physical proper-
ties of the crystallizing liquid part like density, heat capacity, and thermal conductivity are
calculated, according to the proportions of relative volume fraction [141] [142], as follows:

ρpc = αρps + (1 − α)ρpl (2.82)

(Cp)pc = [αρps(Cp)ps + (1 − α)ρpl(Cp)pl]/ρpc (2.83)

λpc = αλps + (α − 1)λpl (2.84)
where pc signifies the crystallizing liquid part while ps and pl indicate solid and liquid phases
in the crystallizing liquid part. Note that, to recover the global thermo-physical properties of
the polymer bed during a crystallization process, ρpc, (Cp)pc and λpc must be used instead of
ρpl, (Cp)pl and λpl while fl should be frozen.

If the material is prepared to incorporate two types of polymers or with the two-stage
crystallization, the isothermal crystallization kinetics follows the two-stage crystallization model
by using the modified Hillier model [143] [144]. The primary crystallization is expressed as:

α1(t) = 1 − exp(−K1t
n1) (2.85)
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The secondary crystallization process is expressed as:

α2 =
∫ t

0
α1(θ) × d

dt
(α2(t − θ))dθ (2.86)

The total crystallization rate at time t is expressed as:

α(t) = w1α1(t) + w2α2(t) (2.87)

α(t) = w1[1 − exp(K1t
n1)] + w2K2n2

∫ t

0
[1 − exp(K1θ

n1)]

(t − θ)n2−1exp[−K2(t − θ)n2 ]dθ

where α1(t) and α2(t) are the rates of the primary and second crystallizations at time t
expressed by Avrami model. w1 + w2 = 1 indicates that the crystallization rate at the infinite
time is unity.

2.6 SLS process modeling and numerical methods

The previous sections introduced the mathematical equations (heat equation and boundary
conditions), laser shapes, laser-polymer powder interaction, and modeling of multi-physical
phenomena involved in a SLS process. In the present modeling work, we choose the Gaussian-
type as the laser initial shape, a scattering model for laser-polymer powder interaction by
using the modified Monte-Carlo method and Mie theories, parallel models for bed’s density
and specific heat, Maxwell model and Hailton and Crosser’s model for thermal conductivity
according to the medium density, Voller’s approach for the melting process, Frenkel’s model
and Mackenzie and Shuttleworth’s model for the coalescence process and Nakamura’s model
for the crystallization process.

Flowchart of the SLS modeling is shown in Fig. 2.16. The heat source from the
laser beam is either the BL model or the scattering model provided by the modified Monte-
Carlo method and Mie theories. The melting latent heat when the laser heats the powder is
calculated by liquid volume fraction. After melting the polymer particles, the fluidity of liquid
materials promotes particles merging (coalescence). After the heating phase by laser the part
is cooled down and with temperature decreasing the crystallization process takes place.

To simulate the transient phenomena during a SLS process, appropriate time and
spatial discrete schemes are necessary. A fixed Cartesian grid is used for all the quantities
and it is formed by control volumes (Fig. 2.17, for example. The transient heat equation is
discretized in space by using the finite volume methods (FVM), energy balance is assured by
the heat fluxes on the surfaces of a control volume and finally surface heat fluxes are discretized
by a second-order central-difference scheme.

We integrate Eq. (2.1) in space over a control volume Ωcv with Qf = −ρlL
∂fl

∂t
and

Qc = ρschc
∂αc

∂t
and have:

∫
Ωcv

ρ(T )Cp(T )∂T

∂t
dΩ =

∫
Ωcv

∇.(λ∇T )dΩ +
∫

Ωcv

QdΩ −
∫

Ωcv

ρlL
∂fl

∂t
dΩ +

∫
Ωcv

ρschc
∂αc

∂t
dΩ
(2.88)
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Figure 2.16: Flowchart of SLS simulation.

Figure 2.17: A example of one 2D section of a 3D control volume.

Given the volume, ∆x∆y∆z, and the index, (i, j, k), of Ωcv, the Gauss theorem leads to:

ρi,j,k(Cp)i,j,k
∂T

∂t

∣∣∣∣∣
i,j,k

∆x∆y∆z = (λ∂T

∂x
)i+1/2,j,k

i−1/2,j,k∆y∆z + (λ∂T

∂y
)i,j+1/2,k

i,j−1/2,k∆x∆z

+(λ∂T

∂z
)i,j,k+1/2

i,j,k−1/2∆x∆y + Q̂i,j,k(e−β2zk−1/2 − e−β2zk+1/2)∆x∆y

−ρlL
∂fl

∂t

∣∣∣∣∣
i,j,k

∆x∆y∆z + (ρsc)i,j,khc
∂αc

∂t

∣∣∣∣∣
i,j,k

∆x∆y∆z

(2.89)

with Q = β2Q̂e−β2z.
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We continue the temporal integration over the interval [tn, tn+1] and have∫ tn+1

tn

ρi,j,k(Cp)i,j,k
∂T

∂t

∣∣∣∣∣
i,j,k

dt=
∫ tn+1

tn

(λ∂T

∂x
)i+1/2,j,k

i−1/2,j,k

1
∆x

dt +
∫ tn+1

tn

(λ∂T

∂y
)i,j+1/2,k

i,j−1/2,k

1
∆y

dt

+
∫ tn+1

tn

(λ∂T

∂z
)i,j,k+1/2

i,j,k−1/2
1

∆z
dt +

∫ tn+1

tn

Q̂i,j,k(e−β2zk−1/2 − e−β2zk+1/2) 1
∆z

dt

−
∫ tn+1

tn

ρlL
∂fl

∂t

∣∣∣∣∣
i,j,k

dt +
∫ tn+1

tn

(ρsc)i,j,khc
∂αc

∂t

∣∣∣∣∣
i,j,k

dt

(2.90)

Applying rectangular rule for integration, we obtain the following equation:

ρ
n+1/2
i,j,k (Cp)n+1/2

i,j,k

T n+1
i,j,k − T n

i,j,k

∆t
∆t=

[
(λ∂T

∂x
)i+1/2,j,k

i−1/2,j,k

]n+1/2∆t

∆x
+

[
(λ∂T

∂y
)i,j+1/2,k

i,j−1/2,k

]n+1/2∆t

∆y

+
[
(λ∂T

∂z
)i,j,k+1/2

i,j,k−1/2

]n+1/2 ∆t

∆z
+ Q̂

n+1/2
i,j,k (e−β2zk−1/2 − e−β2zk+1/2) ∆t

∆z

−ρlL
(fl)n+1

i,j,k − (fl)n
i,j,k

∆t
∆t + (ρsc)n+1/2

i,j,k hc

(αc)n+1
i,j,k − (αc)n

i,j,k

∆t
∆t

(2.91)
which, with A = ρCp, δT = T n+1 − T n and (T n+1/2 = (T n+1 + T n)/2 = δT/2 + T n), can
be written as:

δTi,j,k = ∆t

2A
n+1/2
i,j,k ∆x

(λn+1/2 ∂δT

∂x
)i+1/2,j,k

i−1/2,j,k + ∆t

2A
n+1/2
i,j,k ∆y

(λn+1/2 ∂δT

∂y
)i,j+1/2,k

i,j−1/2,k

+ ∆t

2A
n+1/2
i,j,k ∆z

(λn+1/2 ∂δT

∂z
)i,j,k+1/2

i,j,k−1/2 − ∆t

A
n+1/2
i,j,k ∆x

(λn+1/2 ∂T n

∂x
)i+1/2,j,k

i−1/2,j,k

− ∆t

A
n+1/2
i,j,k ∆y

(λn+1/2 ∂T n

∂y
)i,j+1/2,k

i,j−1/2,k − ∆t

A
n+1/2
i,j,k ∆z

(λn+1/2 ∂T n

∂z
)i,j,k+1/2

i,j,k−1/2

+ ∆t

A
n+1/2
i,j,k ∆z

Q̂
n+1/2
i,j,k (e−β2zk−1/2 − e−β2zk+1/2)

− ρlL

A
n+1/2
i,j,k

(fl)n+1
i,j,k − (fl)n

i,j,k) +
(ρsc)n+1/2

i,j,k hc

A
n+1/2
i,j,k

((αc)n+1
i,j,k − (αc)n

i,j,k)

(2.92)

with δT as unknown.

Alternative Direction Implicit (ADI) is used to decompose the above 3D problem
into three groups of 1D problems as follows:1 − ∆t

2A
n+1/2
i,j,k ∆x

(λn+1/2 ∂

∂x
)i+1/2,j,k

i−1/2,j,k

 1 − ∆t

2A
n+1/2
i,j,k ∆y

(λn+1/2 ∂

∂y
)i,j+1/2,k

i,j−1/2,k


1 − ∆t

2A
n+1/2
i,j,k ∆z

(λn+1/2 ∂

∂z
)i,j,k+1/2

i,j,k−1/2

 δT = SδT

(2.93)

where

SδT = − ∆t

A
n+1/2
i,j,k ∆x

(λn+1/2 ∂T n

∂x
)i+1/2,j,k

i−1/2,j,k − ∆t

A
n+1/2
i,j,k ∆y

(λn+1/2 ∂T n

∂y
)i,j+1/2,k

i,j−1/2,k

− ∆t

A
n+1/2
i,j,k ∆z

(λn+1/2 ∂T n

∂z
)i,j,k+1/2

i,j,k−1/2 + ∆t

A
n+1/2
i,j,k ∆z

Q̂
n+1/2
i,j,k (e−β2zk−1/2 − e−β2zk+1/2)

− ρlL

A
n+1/2
i,j,k

(fl)n+1
i,j,k − (fl)n

i,j,k) +
(ρsc)n+1/2

i,j,k hc

A
n+1/2
i,j,k

((αc)n+1
i,j,k − (αc)n

i,j,k)
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Due to the fact that δT ∼ O(·⊔), the ADI treatment preserves the second-order accuracy of
the semi-implicit scheme.

Temperature gradient appeared in Eq. (2.93) and the corresponding boundary con-
ditions can be discretized by a second-order central scheme, for example (∂T n

∂z
)i,j,k−1/2 =

T n
i,j,k−T n

i,j,k−1
∆z

and (∂T n

∂x
)i+1/2,j,k = T n

i+1,j,k−T n
i,j,k

∆x
. The central-differencing scheme results in tri-

diagonal matrices in one spatial direction. Thomas Algorithm is used to solve the tri-diagonal
systems: to solve discretized Eq. (2.93) it is applied first in x direction, then in y direction
and finally in z direction. This allows to obtain δT and T n+1 = T n + δT .

Due to the fact that Eq. (2.93) is nonlinear, fn+1/2, for any field f representing
ρ, Cp, λ, and ρsc, fn+1

l and (αc)n+1 depend on the solution to be found (δT or T n+1). In
practice, we can either use iterative methods or take advantage of extrapolation method to
extrapolate temperature to tn+1/2 (T̃ n+1/2 = (3T n−T n−1)/2) and tn+1 (T̃ n+1 = 2T n−T n−1).
Extrapolated temperature is used to estimate fn+1/2, (fl)n+1 and (αc)n+1. Note that using
extrapolation method Eq. (2.93) is solved only once per time-step while using iterative methods
Eq. (2.93) is solved per time-step several times to reach the convergence condition. Obviously
the first choice enhances computational efficiency and the second one stresses the stability of
the time scheme.

As far as is concerned the liquid volume fraction, fl is related to temperature either
by a linear or by a nonlinear function. As the melting latent heat term containing fl increases
diagonal dominance, (fl)n+1 can be integrated into the matrix instead of staying at the rhs
especially when iterative methods are used to solve the problem. We can also write (fl)n+1 =
(fl)n + δfl. Using Taylor series, δfl is related to δT and integrated into the matrix diagonal.

The shrinkage is calculated according to the mass conservation. At each time step
n + 1, the actual volume occupied in each finite volume is updated based on the the ratio of
the local densities. The filling rate (Ω) in each calculated volume is calculated as follows:

Ωn+1 = ρn

ρn+1 Ωn (2.94)

If Ωn+1 < 1, it is adjusted to 1 by bringing polymer from the upper neighbouring finite volume.
Therefore, this approach considers only the downward movement of polymer bed.

Crystallization process occurs later in the SLS processes. (αc)n+1 is treated iteratively
and left at the rhs.

The last model of the multiphysical phenomena that needs to be solved is the coales-
cence model which can be cast into a classical ODE. A higher order time scheme is necessary
to simulate the coalescence kinetics: a 3rd-order Runge-Kutta scheme was used in the past
and is kept in the present work.
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Chapter 3

Scattering in laser-polymer powder
interaction
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CHAPTER 3. SCATTERING IN LASER-POLYMER POWDER INTERACTION

In this chapter, thermal transmission of laser power in a bed of polymer particles is
investigated through numerical simulations. In the literature Beer-Lambert model which does
not consider scattering is used most of the times to represent the thermal transmission of
laser power in a powder bed. In terms of polymer particles, scattering can be an important
phenomenon because most of polymers are semi-transparent with respect to the lasers used
in SLS. Therefore, scattering needs to be considered in the laser-powder interaction model.

To simulate the scattering phenomenon, the modified Monte-Carlo method and Mie-
scattering theory which have been detailed in the last chapter are used. The numerical results
obtained concern the spatial distribution of the laser power absorbed by the powder bed for
the cases with and without scattering. Comparison between the results obtained with and
without scattering will be performed to illustrate the effects of scattering. As there is no
experimental result on the spatial distribution of the absorbed laser power, the numerical
results obtained can not be validated directly neither with nor without scattering, which is not
satisfying. To qualify and even validate them, the idea consists in using spatial distribution
of the absorbed laser power, simulating an experimentally studied SLS process and comparing
the corresponding experimental and numerical results. Unfortunately experimental results of
polymer SLS are rare in the literature. We have to rely on both the rare results in the literature
and our own experimental results on single-layer and single-sweep SLS processes.

This chapter is organized as follows, we first analyse how the scattering influences
the laser transmission in the powder bed, compare the results obtained with the MC scattering
modeling and Beer-Lambert modeling without scattering, analyse the effects of the scatter-
ing and how the laser power and laser moving speed influence thermal behavior and molten
pool dimension, and make a comparison between experiments and simulations to assess the
numerical approach.

3.1 Working configurations

Figure 3.1: Schematic of the laser scanning path and the molten zone. Temperature at the
surface of the molten zone and the geometry of the manufactured part (the molten zone) are
important and should be measured and used to qualify and validate numerical predictions.

In a SLS process, the molten polymers bond together to form a new part, and the
bonding degree depends on the thermo-physical properties of the polymer and the process
conditions. As is illustrated by Fig. 3.1, the geometry of the manufactured part depends on
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the properties of the polymer powder bed and the process parameters. A comparison of the
numerical results of the part geometry with the measurements allows to qualify and validate
the modeling approach. Among the rare experimental studies, the work on PA12 performed by
Riedlbauer et al [145] was chosen for this purpose in the previous study [93] and is also used
in the present work. We choose the simplest process configurations with single-laser-path for
a single layer.

As there need experimental results, we also set up an experimental bench: the
ProMaker P1000 machine is used to carry out single-laser-path SLS experiments with a laser
moving speed of 3.5 m/s and a laser power in the range from 13 W to 15 W , the preheating
temperature is 471 ± 7 K, commercial PA6 powder (Sinterline-6) is used, and the particles’
size distribution is between 10 µm to 120 µm (the averaged size is about 60 µm). During the
experiments, time evolution of the temperature at the powder surface is measured by an IR
camera (Cedip-TITANIUM Series). The samples fabricated with single-laser-path for a single
layer are inspected under Ztereo Microscope (Zeiss Stemi SV6, see Fig. 3.2) and pictured by
a camera. The dimensions of the samples are measured by the Vernier calipers.

Figure 3.2: Ztereo Microscope

The thermal physical characteristics of polymer (PA6) are summarized in Tab. 3.1.
The process conditions, characteristics of powder bed and the laser parameters are shown in
Tab. 3.2.

As far as is concerned the work on PA12 performed by Riedlbauer et al [145], the
inputs used will be provided in the corresponding section because PA6 will be used to show
the effects of scattering.

3.2 Models of laser-polymer powder interaction

3.2.1 Beer-Lambert (unscattering) model

The laser source, the driving force for fusion of the polymer material in SLS process, follows in
the cases without scattering a Gaussian relationship which is exponentially decayed in the depth
direction, and is described by the Beer-Lambert (BL) law [99]. In terms of the transmitted
power, the Beer-Lambert law of a laser beam is the following:

q = β2(1 − Re)Ie−β2z (3.1)
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Table 3.1: Properties of PA6 powder bed.

Characteristics Values
Initial melting temperature [K] 471
Final melting temperature [K] 487

Enthalpy of fusion [J/kg] 115000
Density of the gas [kg/m3] 0.739

Density of solid polymer [kg/m3] 700
Density of liquid polymer [kg/m3] 1020 - 1.2× T (◦C)

Heat capacity of the air [J/kg] 1049
Heat capacity of the solid polymer [J/kg] 812 + 5.3× T (◦C)

Heat capacity of liquid polymer [J/kg] 2650
Heat conductive of air [W/m K] 0.033

Heat conductive of solid polymer [W/m K] 0.28
Heat conductive of liquid polymer [W/m K] 0.24

Table 3.2: Process parameters using PA6.

Characteristics Values
Relative density of the powder bed 0.7

Porosity rate of the powder bed 0.3
Averaged radius of the grains [µm] 30

Anisotropy factor, g 0.93
Absorption coefficent 0.96

Attenuation coefficient in BL methods(β2) 7500
Total attenuation coefficient of polymer particles (β) 17000

Diameter of the laser beam [µm] 450
Laser power [W ] 15,14,13

Laser moving speed [m/s] 3.5
Thickness of the initial powder layer [µm] 60

Preheating temperature [K] 465
Ambient temperature [K] 465

I = nP

πw2 e− 2r2
w2 (3.2)

where q (W/m2) is the transmitted laser power, β2 is the attenuation coefficient used in the
BL law, equal to 7500 m−1, Re is the reflection coefficient of the polymer powder bed, equal
to 4 % normally, n is a factor equal to 2 , P is the power of laser, r is the radial distance
from the laser axis, and w = rlaser/1.5, and rlaser is the radius of laser beam. Note that the
absorbed power appearing in the heat equation, Q, takes the form of −dq

dz
.

Peyre et al. [146] simulated the thermal evolution in time and predicted the fusion
depths by using FEM (finite element methods). They used Beer-Lambert law for heat deposit
with a suitable PA6 attenuation coefficient (7500 m−1) determined by experiment, simulated
the thermal profile and predicted the fusion depths for several SLS processing conditions.
The corresponding numerical results were compared with the experimental results. In their
simulations, they assumed that only 40 % of laser power is absorbed by the polymer powders
and that nearly 60 % of laser light is reflected or diffused in the powder bed. However, the
efficiency of CO2 laser absorbed by PA and PEEK powders are higher than 95 % [99]. This
could be why the comparison of the thermal profiles was not very successful. At the same
time the discrepancy raises also concern that Beer-Lambert’s law is not sufficient to reflect
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the laser transmission in the powder beds.

3.2.2 Monte-Carlo scattering model

The modified Monte-Carlo ray-tracing method is used to retrace the paths of photons transport
within the powder bed formed by polymer particles. The light photons inside the powders go
through scattering, absorbing and reflection, as shown in Fig. 3.3. The absorption part is
calculated following the Beer-Lambert absorption principle, the attenuation rate is decided by
the attenuation coefficient and the absorption lengths. The scattering part follows the Mie
scattering theory, and the reflection part follows the Fresnel principle [38], [103], [104].

Figure 3.3: Schematic behaviour of laser photons in a powder bed [43].

Laumer et al. [108] measured the reflectance, transmittance, and absorptance of
a CO2 laser radiation in PA solid foils and powders of the same thickness. The values of
reflectance, transmittance, and absorptance obtained are equal to 0.05, 0.2, and 0.75 re-
spectively in a PA12 foil of thickness 200 µm. Concerning a PA12 powder bed of the same
thickness, the laser reflectance is equal to 0.06, similar to a PA12 foil, the transmittance de-
creased considerably to 0.01, and the absorptance increased to 0.93 that is 1.24 times higher
than in a PA12 foil. As the laser absorptance rate reflects the attenuation coefficient, it means
that the attenuation rate of the particles is around 1.24 times bigger than in the solid polymer.
The attenuation coefficient in PA12 bulk is 13000 m−1 according to the experiment of Os-
manlic et al. [100], the attenuation coefficient of polymer particles, β, influenced by scattering
and multi-reflections in a polymer powder bed is estimated to be equal to 17000 m−1. The
attenuation coefficient belongs to polymers particles and it is not the attenuation coefficient
of the powder bed. The attenuation coefficient of the powder bed will be obtained according
to the modified Monte-Carlo method and the Mie theory. In the simulation, we assume the
powder bed consists of polymer particles and the empty gas space, the laser is only absorbed
by the polymer but not ed by air.

According to the modified Monte-Carlo method and the Mie theory introduced in
Chapter 2, a photon of the laser beam travels, according to the travel direction and scattering
theory, to a position and its energy is partly absorbed there. It repeats the travels until its
energy is completely absorbed and its final position is saved and displayed. To study the laser
power distribution in the polymer powder bed, we consider a laser’s diameter of 450 µm, a
porosity of the powder bed of 0.3, a reflection coefficient of 0.04, and an averaged diameter
of the powder of 60 µm. It corresponds to the experimental working configuration we set up
using PA6 powder. With scattering, the map of photons’ final positions is displayed in Fig. 3.4

Modelling SLS 61
Cette thèse est accessible à l'adresse : https://theses.insa-lyon.fr/publication/2022ISAL0123/these.pdf 
© [L. Zhang], [2022], INSA Lyon, tous droits réservés



CHAPTER 3. SCATTERING IN LASER-POLYMER POWDER INTERACTION

and it indicates the region in which the laser beam is absorbed. Quantitative results can be
obtained by calculating the absorbed power in the powder bed.

In order to show quantitative results, the powder bed is divided into horizontal layers
limited by z and z + ∆z in the vertical direction and into rings limited by r and r + ∆r in
the radial direction. The absorbed power is calculated for each counting volume limited by
[z : z+∆z] and [r : r+∆r]. Note that a counting volume is equal to ∫ z+∆z

z

∫ 2π
0

∫ r+∆r
r r̃d̃rdθd̃z =

π[(r + ∆r)2 − r2]∆z = π(2r + ∆r)∆r∆z and increases linearly with r. In the case of the
input laser power, P , equal to 15 W , the reflection rate equal to 4 %, and the initial powder
bed porosity of 30 %, a counting volume is characterized by ∆z =10 µm and ∆r =22.5 µm.
Fig. 3.5 displays with symbols the power absorbed by each counting volume in certain vertical
layers. One can see that near the bed surface the maximum absorbed power occurs in the
6th counting volume and that with z increasing the maximum absorbed power moves to the
3rd counting volume. This suggests that two Gaussian distributions should be used for the
data fitting of the absorbed laser power and that one of the two Gaussian distributions should
depend on z. Inspired by the BL law, the following power distribution is proposed for data
fitting:

Q = (1 − Re)(
nP

πb2 e− r2
b2 + (az + c)P

πb2 e− 9r2
b2 )e−β1zβ1 (3.3)

where Re is the reflection coefficient, P is the laser power, β1 (m−1) is the attenuation
coefficient in the vertical direction of the powder bed, n, a (m−1), b (m), and c are the
coefficients. The values of these parameters are obtained from a data fitting process. Eq. (3.3)
is therefore the scattering model proposed for the absorbed power of the laser beam in the
scattering case.

Figure 3.4: The schematic of laser photons travel paths distribution in the powder bed.

Eq. (3.3) is first integrated in a counting volume limited by z and z + ∆z in the
vertical direction and r and r+∆r in the radial direction. This gives rise to the absorbed power,
(1−Re)P{n[e−r2/b2−e−(r+∆r)2/b2 ](e−β1z−e−β1(z+∆z))+[a(e−β1z−e−β1(z+∆z))/β1+a(ze−β1z−
(z +∆z)e−β1(z+∆z))+c(e−β1z −e−β1(z+∆z))][e−9r2/b2 −e−9(r+∆r)2/b2 ]/9}, corresponding to the
symbols in Fig. 3.5. The least square fitting is then used to identify the parameters β1, a, b, c
and n and allows to obtain β1 = 11580 m−1, a = 9000 m−1, b = 2.5e − 4 m, c = 1.068 and
n = 0.76. The absorbed power provided by the identified model is shown in curves in Fig. 3.5.
The comparison between photons’ statistical absorbed power and its identified analytical model
displays only a small difference and indicates that the fitting equation, Eq. (3.3), could well
represent the absorbed laser power in the powder bed in the cases with scattering.
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Figure 3.5: Comparison of the absorbed power between the counting results of the photons’
scattered map and the identified analytical model for the counting volumes in different vertical
layers.

3.3 Comparison between the BL law and the scattering
model

(a) BL law without scattering. (b) Scattering model (g = 0.93).

Figure 3.6: Photons’ travel maps in the cases with and without scattering.

Fig. 3.6 presents the photons’ propagation traces (final positions) in the powder bed.
Fig. 3.6a shows the photons’ map in the case without scattering: the anisotropy factor g is
equal to 1, all the photons propagate forward and the reflection rate is equal to 0. Fig. 3.6b
shows the photons’ map in the scattering situation where the anisotropy factor g is equal to
0.93.

In the situation without scattering, the longest photon’s travel distance in depth is
about 0.0015 m and the photons are concentrated inside the laser beam. While considering the
scattering, the photons are spread out of the laser beam in the powder bed and the diameter
of the influenced area is about three times the laser beam diameter. The travel distance in the
depth direction is shorter in the case with scattering. These two figures reveal that scattering
influences the laser photons’ distribution in the powder bed in the following way: it enlarges
the photons’ influence area in the radial (horizontal) direction and decreases the influence
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depth. This means that the energy of the laser beam is distributed in a much larger radial
(horizontal) area and in a smaller vertical area than in the case of Beer-Lambert’s law. This
conclusion was already drawn in the work by X. Liu [39].

Figure 3.7: Transmitted power distribution in depth direction. Due to the absorption and
scattering, the transmitted power is decayed from the surface to deeper positions.

To illustrate the effects of the scattering, the transmitted power in the depth direction
is shown in Fig. 3.7: it is decayed from the surface to deeper positions. The attenuation
coefficient is equal to 9100 m−1 in Beer-Lambert’s law according to the simulation result shown
in Fig. 3.6a. However, the attenuation coefficient increases to 11580 m−1 after considering
scattering, the power decay rate is larger in the scattering case. The influential depth is around
600 µm (60 layers) in the case of Beer-Lambert law, it is reduced to 400 µm (40 layers) in
the scattering case. The scattering forces the photons’ travel directions to be deviated from
forward, enlarges the photons’ radial travel area, promotes the multiple backward and forward
travels in a fixed thickness, increases the photons’ absorption in the same thickness and hence
decreases the influential thickness in the depth direction.

(a) Without scattering (b) With scattering

Figure 3.8: Absorbed laser power distribution in the powder bed in the cases with and without
scattering: absorbed laser power by certain horizontal layers with repect to the radial counting
volumes. Without scattering, the laser power is absorbed in a deeper vertical and smaller
horizontal zone while with scattering it is absorbed in a larger horizontal but smaller vertical
zone.

In order to make a detailed comparison and highlight the scattering phenomenon,
the absorbed power in certain horizontal layers is shown as a function of the radial counting
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volumes. The 2D absorbed laser intensity distribution with depths and optical radius are
computed by the theoretical volumetric model based on Beer-Lambert law and modified Monte-
Carlo method are shown in Fig. 3.8. It can be seen that the power absorption takes place in
the ten first counting volumes in the case of Beer-Lambert’s law while it occurs at least in the
twenty first volumes in the scattering case. The maximum power absorption happens in the
fourth counting volume for all the layers in the case without scattering while it shifts from the
sixth counting volume near the bed surface to the third counting volume in the deep layers.
Furthermore, for the same layer the maximum power absorption in the case of Beer-Lambert’s
law is more important than in the scattering case, for example in the first layer it is equal
to 0.16 W in the case of Beer-Lambert law against 0.12 W in the scattering case. In terms
of total absorption per layer, the case without scattering absorbs 0.84 W in the first layer
while the scattering case absorbs 1.65 W (almost 2 times larger) because the photons’ radial
influential area is 1.5 times larger than laser beam radius.

3.4 Parametric analysis of scattering effects

3.4.1 Influence of anisotropy factor g

Table 3.3: The fitting coefficients change with anistropy factor (g).

anistropy factor (g) 0.9 0.8 0.6
n 0.76 0.735 0.76
a 9000 2835 -2573
b 2.5e-4 2.55e-4 2.57e-4
c 1.068 1.215 1.168
β 11580 12900 14870

Figure 3.9: Laser power transmission in the depth direction depends on the anisotropy factor
g. Due to the scattering increase (g decreasing) the power transmission is decreased and it is
more attenuated.

In order to analyze how the scattering rates influence laser photons distribution in the
powder bed in a scattering case, three values of anisotropy factor g are chosen, they are equal
respectively to 0.93, 0.8, and 0.6. In Monte-Carlo methods, g is an important factor related to

Modelling SLS 65
Cette thèse est accessible à l'adresse : https://theses.insa-lyon.fr/publication/2022ISAL0123/these.pdf 
© [L. Zhang], [2022], INSA Lyon, tous droits réservés



CHAPTER 3. SCATTERING IN LASER-POLYMER POWDER INTERACTION

the scattering and reflection rate. It influences laser attenuation rate, laser influential depth,
and reflection rate. When g is equal to 1, it means that all photons travel in forward direction
and that the reflection rate is equal to zero. With the value of g decreasing, the photons’
travel directions turn to isotropic and the scattering tends to be isotropic (g =0), therefore
more photons are reflected outside the powder bed and the laser’s efficiency is decreased.
Fig. 3.9 presents the laser’s power transmission in the depth direction. The attenuation
rate of power transmission increases with the scattering rate increasing (g decreasing), the
attenuation coefficients are equal to 11580, 12900 and 14870 respectively for g equal to 0.93,
0.8 and 0.6, because with decreasing g more photons are deviated from forward direction to
radial and backward directions.

(a) Local absorbed power, g =0.9 (b) Integrated absorbed power, g =0.9

(c) Local absorbed power, g =0.8 (d) Integrated absorbed power, g =0.8

(e) Local absorbed power, g =0.6 (f) Integrated absorbed power, g =0.6

Figure 3.10: Absorbed laser power versus g in the powder bed: local distribution (left) and
integrated laser power in the counting volumes (right).

Fig. 3.10a, Fig. 3.10c and Fig. 3.10e show for three values of g investigated the
distributions of the absorbed laser power in the powder bed: one distinguishes local and
integrated distributions. The results on the left are local distributions of the curves obtained
by data fitting while on the right are displayed the integrated laser power absorbed in the
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counting volumes. Fig. 3.10b, Fig. 3.10d and Fig. 3.10f indicate that laser power absorption is
similar for the three anisotropy factors. As the attenuation coefficient is bigger for smaller g,
more laser power is absorbed by the top layers of the powder bed for smaller g. The maximum
power absorption takes place in the sixth counting volume at the bed surface while for the
21st layer the maximum absorption occurs in the 3rd counting number, this means that the
fitting factors in the radial direction are similar, the fitting coefficients are shown in Fig. 3.3.

Figure 3.11: Comparison of the absorbed laser power in the powder bed with different g.

In Fig. 3.11, we chose three depth positions to summarise the absorbed power dis-
tribution and make a comparison for different anisotropy factors. Under strong scattering
condition with small g (g = 0.6), higher power absorption is concentrated on the surface of
the powder bed. With the depth increasing, the absorbed laser power with small g is decreased
faster: at the depth position of 250 µm, the absorbed laser power with g = 0.6 is the smallest
because the attenuation rate is the largest with g =0.6 (see Fig. 3.9). However, in the radial
direction, the influence of the anisotropy factors is not clear as the radius of the influenced
zone is about 500 µm under the three scattering conditions. It means that the propagation
of the scattered photons in the radial direction is not sensitive to the anisotropy factor g and
that the scattering rate influences mainly the vertical size of the influenced area.

3.4.2 Influence of powder bed porosity and particle size

Table 3.4: Fitting coefficients versus initial porosity of the powder bed.

initial porosity 0.2 0.3 0.45 0.53 0.65
β 12000 11580 9918 9300 8072
n 0.773 0.76 0.78 0.77 0.775
b 2.5e-4 2.5e-4 2.54e-4 2.5e-4 2.57e-4
a 7518 9000 6930 7750 5495
c 1.195 1.068 1.116 1.05 1.094

As is observed above, scattering plays an important role in laser transport in the
powder bed, changes the laser photons’ travel direction and causes laser photons’ re-absorption
by one particle. Because we assume that the absorption was only affected by the polymer part
and that air does not absorb the laser energy at all, the powder bed’s density is the main
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Figure 3.12: Attenuation coefficient (β) with respect to powder bed density.

factor that effects the laser attenuation process. The attenuation coefficient in each polymer
solid particle is kept to be equal to 17000 in our simulations. The influence of powder bed
density on the attenuation coefficient is shown in Fig. 3.12. The average radius of particles
is set to 30 µm. The attenuation coefficients of the powder beds are equal to 12000, 11580,
9918, 9300 and 8072 respectively for the bed porosity of 0.2, 0.3, 0.45, 0.53 and 0.65. β
and other fitting coefficients are listed in Tab. 3.4. The laser attenuation rates are decreasing
with decreasing powder bed porosity because high bed density (low bed porosity) increases
the chance of laser scattering through the polymer particles, which promotes more energy
absorption in a powder layer of the same thickness powder. Similar fitting coefficients shown
in Tab. 3.4 indicate that the laser photons distribution in the radial direction is less influenced
by the initial porosity.

(a) Time evolution of temperature (b) Melting latent heat

Figure 3.13: Influence of the initial porosity of the powder bed on temperature profile and
melting latent heat.

The main effect of the initial porosity is the attenuation coefficient, β: β decreases
with increasing initial porosity. It means that more energy is absorbed by the surface layers for
small initial porosity. More absorbed energy in the surface layers would induce logically higher
surface temperature. However, the numerical simulations performed indicate an opposite
result (Details of the numerical simulations and the monitoring point can be found in the next
section.). Time evolution of surface temperature is displayed in Fig. 3.13a with respect to
initial porosity: the highest maximum temperature is observed for the initial porosity of 0.65.
In fact this result is due to the melting latent heat which is the heat sink in the governing
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equation. The equivalent density and specific heat of the powder bed decrease with increasing
initial porosity, the melting latent heat is thus increasing with decreasing initial porosity of the
powder bed as is shown in Fig. 3.13b. With decreasing initial porosity, although the absorbed
energy near the bed’s surface increases, increase in melting latent heat prevent the surface
temperature from reaching higher maximum temperature.

Figure 3.14: Influence of the averaged radius of the polymer particles on attenuation coeffi-
cient.

The size of polymer particles in the powder bed usually follows the Gaussian distribu-
tion. In our simulations, we fix the initial porosity to 0.3 and use the averaged size of polymer
particles regardless of the difference between the particles. But, the average size of polymer
particles still affects the laser photons’ distribution. As shown in Fig. 3.14, the values of at-
tenuation coefficients are varying from 10050 to 11580 for an averaged radius between 10 µm
and 50 µm. The laser attenuation coefficient increases with increasing the polymer particle
size. Tab. 3.5 presents the attenuation coefficient and other fitting coefficients obtained: β,
n and b change slowly with the particles’ radius while a and c change very much.

Table 3.5: Fitting coefficients versus particle’s radius.

particles’ radius [µm] 10 20 30 40 50
β 10300 10620 11580 11600 11860
n 0.64 0.63 0.76 0.6525 0.668
b 2.5e-4 2.7e-4 2.54e-4 2.5e-4 2.47e-4
a 22300 14710 9000 21731 21762
c -0.19 0.6 1.068 -0.18 -0.5085

3.5 Temperature distribution

As stated previously no experimental result is available for validating the results obtained for
the cases with scattering. To qualify the scattering models obtained, the idea is to use the
absorbed laser power in numerical simulations of the SLS processes and compare the numerical
simulations with the available experimental results such as temperature at the bed surface and
dimensions of the parts. In this section we perform numerical simulations of PA6 SLS processes
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and compare the numerical and experimental results of the temperature on the bed surface
and also the temperature fields obtained with BL and scattering models.

The computational domain of the numerical simulations is set to be a volume of 1 ×
1 ×0.6 mm3, it is discretized with a regular mesh of 50 × 50 × 60 cells. The time step used
is equal to 5 µs during the laser scanning process and 100 µs after the laser scanning. We
simulated the heating and cooling processes of the SLS process: the simulation starts when
the laser interacts with the powder bed through the heating process and finishes when the
temperature of the manufacturing area decreases to the initial temperature.

Figure 3.15: Instantaneous surface temperature of the powder bed and illustration of the pixel
area of the IR camera.

We set the following SLS parameters for both the simulations and the experiments:
laser radius of 225 µm, laser energy of 15 W , scanning speed of 3.5 m/s and initial porosity
of 0.3. Let’s recall that the anisotropy factor used in the modified Monte-Carlo method is
equal to 0.93 in the scattering case. In the experiments, we introduce the IR camera thermal
technique to measure the surface temperature of the powder bed and obtain time evolution
of surface temperature for each measured pixel. (Details on the camera calibration can be
found in Chapter 4.) We then compare the measured time evolution with that provided by
numerical simulations. The size of one pixel of the IR camera is equal to 460 µm × 460 µm,
it is larger than the laser’s diameter on the one hand and on the other hand much larger than
that of the numerical simulation (20 µm × 20 µm). The IR camera reflects therefore an
averaged temperature in the pixel and it is difficult to capture with accuracy the temperature
at any position that is not on the trajectory of the laser axis in single-sweep situations. In
our simulations, the important variation in temperature at a position on the trajectory of the
laser axis and on the edge of the laser can be observed, but to be able to compare with the
IR measurement, we have to average the numerical results in the same measured zone as one
pixel of the IR camera. Fig. 3.15 displays an instantaneous surface temperature of the powder
bed and illustrates one pixel of the IR camera.

We choose the trajectory of the laser axis as the center line to average temperature
in one camera pixel area (460 µm × 460 µm). In order to show the quality of the scattering
model, numerical simulation is also performed for the BL model without scattering. Fig. 3.16
presents the comparison of the experimental and numerical results: time evolution of surface
temperature in one camera pixel area. From the curves one observes first a very short phase
of very fast increase in temperature which is followed by a long phase of temperature de-
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Figure 3.16: Time evolution of temperature in one camera pixel area: IR camera measurement
and numerical results with and without scattering.

crease. The short phase of very fast increase in temperature corresponds to the laser scanning
phase and the longer one to the cooling phase. The comparison shows that at any time the
Beer-Lambert model (without scattering) predicted the highest surface temperature which is
higher than the prediction using the scattering model provided by the modified Monte Carlo
method, furthermore the results using the scattering model are in better agreement with the
experimental measurement. The comparison exercise seems to indicate that the scattering
model provided the modified Monte-Carlo methods reflects better the real temperature and
its time evolution, which means the importance of the scattering and the need to consider it
in the laser-powder bed interaction and the numerical simulation of the SLS process.

Note nevertheless that there is still discrepancy between the prediction using the
scattering model and the measurement. It may be due to the experimental limitations: longer
shutter time and uncertain emissivity of the sample surface. The shutter time of the IR camera
which is equal to 0.0056 s is too long to capture the rapid change in temperature in a SLS
process, especially during the heating phase. This can also be understood by the small time
steps we used in numerical simulations: 5 µs during the scanning phase and 100 µs after
scanning. Also, the emissivity of the powder bed surface is not constant: it is affected by the
phase change of polymer particles and the surface condition and knwon with an error of 5 %.
The discrepancy may also come from the numerical simulation, our simulation is based on the
assumption that the powder bed a a homogeneous medium, however, the real powder bed is
more complicated.

The time evolution of temperature at different depth positions is shown in Fig. 3.17.
On the bed surface the peak temperature is observed at the end of the scanning phase while
going further in depth of the powder bed it is more and more delayed. As is seen from the
absorbed laser power, in the case without scattering higher surface temperature and larger
influence zone in the depth direction are observed. Peak surface temperature in the case
without scattering is 17 K higher than that in the scattering case. At the depth position
of 200 µm temperature obtained without scattering is about 3 K higher than that in the
scattering case. The main reason is that without scattering the photons can travel only
forward and that in the scattering case they can travel horizontally and even backward.

Figs. 3.18 and Fig. 3.19 illustrate the powder bed’s 2D temperature distribution map
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(a) using Beer-Lambert model (b) using Scattering model

Figure 3.17: Numerical results of averaged temperature in one camera pixel area centered
about the trajectory of the laser axis.

(a) time = 0.5e-3 s (b) time = 5e-3 s (c) time = 1e-2 s

(d) time = 2e-2 s (e) time = 5e-2 s (f) time = 9e-2 s

Figure 3.18: Instantaneous temperature fields in a vertical plane normal to the laser sweep in
the scattering case.

at different times simulated respectively for the cases with scattering and without scattering.
One can easily observe, in the scattering case, a larger horizontal influence area near the bed
surface, a smaller vertical influence zone and a lower surface temperature. While in the case
without scattering the vertical influence zone is larger, the horizontal influence area is smaller
and the surface temperature is higher. In the scattering case, the horizontal influence area
reaches the maximum size at the end of heating phase (at t = 5e−3 s for example) due to the
distribution of the absorbed laser power induced by scattering. In the case without scattering,
the horizontal influence zone is only limited to the laser diameter at the end of heating phase
and it continues during the cooling phase to increase slowly due to heat conduction. If the SLS
process is sufficiently long, heat conduction can overcome the shortcoming of the absorbed
laser power distribution and yield a large horizontal influence zone. Fig. 3.19 indicates that at
t = 9e − 2 s the horizontal influence zone is slightly larger.

Fig. 3.20 shows the time evolution of point-wise surface temperature at several
points with different distances to the trajectory of laser center. With single-sweep, maximum
temperature is always located on the trajectory of laser center, away from the trajectory
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(a) time = 0.5e-3 s (b) time = 5e-3 s (c) time = 1e-2 s

(d) time = 2e-2 s (e) time = 5e-2 s (f) time = 9e-2 s

Figure 3.19: Instantaneous temperature fields in a vertical plane normal to the laser sweep in
the case without scattering.

(a) Beer-Lambert model (without scattering) (b) Scattering model

Figure 3.20: Time evolution of point-wise surface temperature at several positions which are
characterized by their distances to the trajectory of laser axis.

temperature decreases rapidly. Given the fact that these points cover an area which is slightly
larger than the area of one camera pixel, maximum point-wise temperature is higher than the
maximum temperature averaged over the area of one camera pixel: in the scattering case the
maximum temperature is equal to 503 K to be compared with 490 K of averaged temperature
(Fig. 3.17b); in the case without scattering the maximum is equal to 585 K to be compared
with 506 K (Fig. 3.17a). In the scattering case, maximum temperature at a distance of
240 µm to the trajectory of laser axis is higher than 474 K, it means that at this position
melting is taking place and that polymer particles can form a good connection bond. It would
be possible that the melting pool extends to this position. But in the case without scattering
maximum temperature at the same position exceeds never 472 K, melting does not take place
at the moment and, as stated before, heat conduction may extend the melting pool to this
position.

K at the same vertical position. This means that the vertical size of influence area
is smaller in the scattering case.
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(a) Beer-Lambert model (b) Scattering model

Figure 3.21: Instantaneous temperature profiles at several depth positions in the vertical plane
normal to the laser trajectory at time = 0.0005 s. One can see that the horizontal influence
zone in the scattering case is maximal and that in the case without scattering it is very small
at this time (heat conduction will increase it slowly later on.).

In summary, the scattering enlarges the horizontal influence area and decreases the
vertical influence area. This is why lower maximum temperature is obtained in the scatter-
ing case although more power is absorbed by the top layers. The scattering prevents the
overheating near the laser center and this is good for improving the sample quality.

In the next section, dimensions of the final parts will be investigated to qualify the
scattering model.

3.6 Dimension of the parts

3.6.1 SLS process with PA6

Figure 3.22: Time evolution of relative contact length. Fig. 3.22 shows the contacted length
change rate calculated by the Frenkel coalescence model, which is shown in Chapter-2, section
of model of coalescence, the changing rate is major dependence on the viscosity of polymer
that is expressed by the Eq. (2.60).

74 Modelling SLS
Cette thèse est accessible à l'adresse : https://theses.insa-lyon.fr/publication/2022ISAL0123/these.pdf 
© [L. Zhang], [2022], INSA Lyon, tous droits réservés



CHAPTER 3. SCATTERING IN LASER-POLYMER POWDER INTERACTION

With the laser melting the powders, the molten polymer particles sinter together
to form a new object, predicting the dimensions of the new object is an important part in a
modeling study. As there is no exist external mechanical force working on the powders during
the SLS process, the melting degree directly depends on temperature and period during which
polymer remains in the molten state. A SLS process which is a transient process is in general
long and very complex. For single-sweep SLS processes although it includes a heating phase
from the preheating temperature to the highest temperature and a cooling phase from the
maximum temperature back to the preheating temperature, it is very short compared with the
coalescence process. In fact, coalescence of molten particles is still ongoing when single-sweep
SLS processes are finished. Fig. 3.22 shows the contacted length change rate calculated by
the Frenkel coalescence model, which is presented in the model section of Chapter 2. The
changing rate depends mainly on the viscosity of polymer expressed by Eq. (2.60). As shown
in Fig. 3.22, the percentage of contact length just reaches 35 % after 0.3 s and if we want
to finish the whole coalescence process, another 0.5 s is at least needed. As single-sweep SLS
processes are not long enough, coalescence does not finish in most of the times. The question
is to know if good connections are established between these polymer particles so that they
remain connected together. Good connection just means that firm bonds are formed between
particles. This raises a real concern which is how to decide the dimension limit: what are
the right minimum temperature and the corresponding minimum duration necessary for a firm
bond ?

(a) (b)

Figure 3.23: Dimension of the sample obtained in a single-sweep SLS using a power of 13 W .
(a) Different values of minimum duration above T = 474 K. (b) Different values of minimum
temperature with a minimum duration of 0.05 s

Numerical simulation is performed for a laser power of 13 W . Several values of
minimum duration are tested for the minimum temperature equal to 474 K in order to de-
termine the product’s dimensions. The minimum duration requested varies from 0.005 s to
0.1 s and the results obtained are shown in Fig. 3.23a. One observes that using the minimum
temperature of 474 K the product’s dimensions decreases with increasing minimum duration:
the decrease in depth is weak while the decrease in width is more important. The experimental
results seem to indicate the optimal minimum duration of 0.02 s. When keeping the minimum
duration equal to 0.05 s, several values of minimum temperature, ranging from 473 K to
476 K, are tested and the corresponding product’s dimensions are displayed in Fig. 3.23b:
we observe again the decrease in product’s dimensions with increasing minimum temperature
and a more important decrease in width than that in depth. These tests indicate that the
optimal minimum temperature is equal to 473 K. Combing the comparison results with the
coalescence-time curves (Fig. 3.22), we assume that the contact length percentage equal to
13 % is the connection limit, where the limited melting temperature and the minimum dura-
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tion are equal to 474 K and 0.05 s, respectively. If the particles’ contact length rate is higher
than this limit (13 %), there are firm bonds and these particles are well connected as a whole
object because one particle has at least three connection points.

(a) Thickness of the sample (b) Width of the sample

Figure 3.24: Photographs of the sample.

Fig. 3.24 shows the photographs of the experimental sample obtained by single-sweep
SLS: we can clearly see that the particles’ edges are connected by bond necks. This confirms
that the coalescence between these particles is not finished in experiment. These photographs
prove the reason for setting the contact length rate to 13 % as the limit. It is based on
this limit that we predict the depth and width of the samples obtained under single-sweep
conditions and make a comparison with the measurements.

(a) depth of the samples. (b) width of the samples.

Figure 3.25: Dimensions of the samples under single-sweep conditions: comparison of numer-
ical predictions with the measurements.

Fig. 3.25a and Fig. 3.25b show the dimensions of the samples obtained for several
laser powers: numerical results are compared with experimental data. In order to show the
influence of scattering, numerical simulations using Beer-Lambert model are also performed for
the cases without scattering. Concerning the sample width and depth, the experimental and
numerical results are in agreement in the scattering case while in the case without scattering
discrepancy is more important. The results using Beer-Lambert model are much smaller in
terms of the sample width and much higher in terms of the sample depth. This confirms that
the absorbed laser power is evenly distributed in space in the case without scattering: the
laser power is absorbed in a smaller horizontal but larger vertical zone. In the radial direction
although heat conduction enlarges the melting zone in the case without scattering it is not
enough.
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In the scattering case, with the laser power increase from 13 W to 15 W , the sample
depth increases from 170 µ m to 190 µ m, and the sample width increases from 460 µm to
500 µm. In the Beer-Lambert case without scattering, the molten pool’s thickness increases
from 270 µm to 300 µm, and the width of the molten pool increase from 310 µm to 350 µm.
These values show that the product’s dimensions depend only slightly on the laser power.

3.6.2 SLS process with PA12

Table 3.6: PA12 Powder bed, SLS parameters and material properties used in model.

Parameter and Property Value
Diameter of the laser beam, [µm] 400

Thickness of the powder layer, [µm] 60
Total attenuation coefficient, [m−1] 1.7e4

Extinction coefficient, [m−1] 7500
Anisotropy factor, g 0.87
Laser power, [W ] 1.1,3.3,5.6,7.8
Relative density 0.7

Average diameter of the grain [µm] 60
Reflective 0.1

Preheating temperature [K] 445
Starting melting temperature [K] 454

Final melting temperature [K] 461
Ambient temperature [K] 454

(a) Width of the sample. (b) Depth of the sample.

Figure 3.26: Dimensions of the samples: comparison between experimental and numerical
results for different cases.

Table 3.7: Process parameters for simulation.

Test case Power [W ] Vs [m/s]
1 3.3 0.5
2 3.3 1.0
3 7.8 0.5
4 7.8 1.0
5 7.8 1.5
6 7.8 2.0
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As stated early in the chapter, the original work of Riedlbauer et al [145] on a semi-
crystalline polymer PA12 (PA2200) is both numerical and experimental. Their experimental
results are the rare data that can be used from literature to qualify numerical modeling.
Mokrane [93] used these experimental data in the case without scattering. In this work, we
revisit numerically the PA12 configurations in the scope of scattering. The polymer properties
and process parameters are extracted from Riedlbauer et al. [145] and presented in Tab. 3.6
and Tab. 3.7. Figs. 3.26b and 3.26a summarize the product’s width and depth measured by
Riedlbauer et al. [145] and calculated in our simulations. We use the contact length rate
of 13 % to determine a firm bond and calculate therefore the product’s dimension. The
comparison indicates a good agreement between numerical and experimental results, excellent
agreement is observed for cases 1, 3, 4, and 6 (Fig. 4.7), where the errors are smaller than
8 %.

3.7 Summary

In this chapter, we studied how a laser beam interacts with a powder bed. We are interested
in Beer-Lambert model in the case without scattering and a scattering model obtained by
combining the modified Monte-Carlo method and the Mie theory. The effects of scattering
on the laser photons travel in the powder bed were evaluated in terms of the scattering
anisotropy factors (g) and the density of the initial powder bed. We also simulated single-sweep
SLS processes and analysed temperature distribution in the powder bed and the product’s
dimensions.

Although no result is available to validate directly the scattering effects observed and
the scattering model established in this chapter, numerical results obtained using the scattering
model are compared with the experimental results in the literature and our own experiments.
The comparison shows good agreement between numerical and experimental results. This
supports completely the idea that the scattering model established is well founded and can be
used to study more complex SLS processes.
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Single layer SLS processes
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CHAPTER 4. SINGLE LAYER SLS PROCESSES

In this chapter we are interested in single-layer SLS processes. In comparison with
the previous chapter, the only complexity comes from multi-sweep of the laser beam.

Figure 4.1: Schematic diagram of a multi-sweep SLS process [147]. The laser beam is scanning
forward and backward and the heating overlap is controlled by the scanning space.

A multi-sweep SLS process is shown in Fig 4.1 and the laser displacements are defined
as:

xL = x0 + vxt

yL = y0 + vyt

where x0 and y0 are the initial position of the laser beam, vx and vy are the beam speeds in
x and y directions, xL and yL are the position of the laser beam centre.

Figure 4.2: Scheme of the powder particles sintering [148].

The energy density is the main factor of a multi-sweep SLS process and related to
the scanning space, laser moving speed and laser power, as is shown in Fig. 4.2. If the scanning
space is much smaller than the laser beam diameter or the laser moving speed is much lower,
the overlap heating will cause much high energy density at this position. Too high manufacture
temperature disrupts molecular structure, reduces the mechanical properties, and increases the
surface roughness. In the inverse, too low energy density produces in the manufacturing part
unsintered materials, which also reduce the mechanical properties of the sample [148] [149].
Therefore, it is important to choose suitable process parameters and especially the energy
density. Energy density can be calculated, according to [149], as:

ED = P

ve
(4.1)
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where ED is the energy density(J/m2), P is the laser power (W ), e is the the laser scan space
(m) and v (m/s) is the laser scan moving speed.

In multi-sweep SLS processes, the heating overlap causes the temperature evolution
different from the single-sweep ones. We will use the laser models with and without scattering
to do numerical simulations and study heat conduction in the powder bed in multi-sweep
situations. A parametric analysis will be done using the scattering model and a comparison
between numerical and experimental results will be performed. In the next section we detail
the calibration of the IR camera which is used to measure surface temperature. It is followed
by complementary results of single-sweep processes before presenting the numerical results
and comparing them with the experimental measurements.

4.1 Calibration of the IR camera

Several standard methods can be used to measure temperature distribution in the powder bed,
including thermocouples, probes, thermochromic liquid crystals, infrared thermography, micro-
cantilevers, thermoreflectance and thermography. Among these methods, infrared thermogra-
phy is a popular, easy to use and accurate measurement technique, especially for inspecting
surface temperature evolution during the SLS process. The digital camera (Fig. 4.4) can act
as a luminance meter and is used to measure the infrared thermography of materials, it turns
an image into an array of pixels. Ignoring the complication of color in the digital camera, the
value in each pixel represents the brightness at this point. The digital camera captures the
luminance of the whole scene, including the surrounding, and its one pixel can measure a small
area. The advantage of thermographic systems is that they provide without any contact a full
field of surface temperature. The use of infrared techniques in testing the thermal behavior,
mechanics, and structures of materials has been considerably extended over the last 30 years
in academic laboratories and industrial research. The IR cameras allow storage of thermal
images of about 80 000 pixels at frame rates reaching up to several hundred Hertz under
certain conditions. However, the results are not very accurate because a subtle change of the
material emissivity with material phase change affects the results and is hard to measure.

Figure 4.3: IR camera-TITANIUM 520.

The calibration of thermal infrared (IR) cameras from raw measurement of luminance
signals to an absolute temperature or thermal image is a complicated and time-consuming
process especially for the situation in which temperature is not stabilized. To establish the
relationship between the pixel luminance signal and the target object’s temperature through
the object’s surface emissivity, the process needs to consider both the non-uniformity of the
pixel temperature and the temperature dependence of the sensor [150]. In a stable temperature
and stable phase situation, the measurement of absolute temperatures can be obtained with
a minimum measurement uncertainty after a precise calibration. In the situations of extreme
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unstable temperature, the camera measures high variations between the shutter cycles, and
the variations are more important if the material phase change is involved.

Figure 4.4: Schematic of camera installation [151].

(a) (b)

(c)

Figure 4.5: Photos of SLS experimental set up. (a) The IR camera. (b) View of the manu-
facturing room (manufacturing). (c) View of the manufacturing room (after manufacturing).

For monitoring the thermal distribution and acquiring absolute temperature of the
part’s surface, IR camera has been installed in a SLS system, the measuring apparatus instal-
lation is shown in Fig. 4.4. The emissivity is the connection between IR images and absolute
temperature. The emissivity is affected by the part’s surface temperature, microstructural
properties, and instantaneous phase change [152]. A schematic diagram for using an IR cam-
era to monitor the temperature evolution during the SLS process for PA6 polymer is shown
in Fig. 4.5, the camera is installed on the outer wall. Fig. 4.7a and Fig. 4.7b are the views
inside the working room. The brightness of the final image is proportional to the number of
electrons released by the photons during the exposure time. The value of brightness and the
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luminance (light radiating from per square meter) is not the same, the brightness increases as
a 0.33 power of the luminance according to Steven’s Law [153],

S = KL0.33
v (4.2)

where S is the brightness perceived by the sensor, K is a constant and Lv is the luminance of
the pixel in the image, that is also called as digital level. These values depend on the exposure
time, film speed, aperture number, ISO sensitivity of the film and other camera parameters.
The luminance can be calculated as follows [153],

Lv = Kc(
tSv

f 2
s

)Ls (4.3)

where Kc is the calibration constant for the camera, t is the exposure time (5.6 ms), Sv is
the ISO sensitivity of the film, and Ls is the luminance of the scence.

Luminance is photometric brightness of the luminous intensity per unit surface area
of light traveling in a given direction. It describes the amount of light that passes through,
is emitted from, or is reflected from a particular area, and falls within a given solid angle
(Fig. 4.6).

Lv = d2ϕv

dωdScosθ
(4.4)

where dϕv is the luminous flux (ϕv) leaving the infinitesimal area dS (m2) with any direction
contained inside a solid angle (dω), θ is the angle between the normal nω to the surface and
the specified direction.

Figure 4.6: Luminance of the sources.

In common usage, luminance is determined by the measurement of absolute lumi-
nance and the condition of the photosensitive receptors, which is usually referred to as the
sensation results from the viewing surface. The digital level (DL) is used to represent the
luminance emitted by the samples and captured the IR camera, the digital level is represented
as follows:

DL = FεσAT 4 (4.5)
C = FA (4.6)

where DL is the digital level from the IR camera, T is the temperature of the sample, F is
the test error correction factor caused by the window’s temperature, camera setting factors,
inclined angle and another external factors, A is the emissive surface area, ε is the emissivity
of powder bed and σ is Stefan-Boltzmann constant equal to 5.68 × 10−8 W/K4m2.
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(a) Schematic representation of inclination angle. (b) Experimental view of inclination angle.

Figure 4.7: Schematic of the experimental installation for testing the inclination angle.

As camera angles maybe influence the accuracy of measurements, an experiment
is used to observe how the camera inclination angle affects the measured digital level. In
this test, the emissivity is constant because all the experiments are performed at constant
ambient temperature and neither material phase nor surface roughness changes. The camera
parameters are also fixed in this test. Therefore, the tilting angle is the only factor that
influences the measured digital level. The schematic of experimental test is shown in Fig
4.7. The thin polymer sheets are place on the heating plate which is heated to different
setting temperature, 70 ◦C, 90 ◦C and 120 ◦C, respectively. A thermocouple is put on the
polymer sheet to measure its surface temperature (Ttherm). The IR camera is used to monitor
the surface of PA sheet by capturing the digital level (DL) of polymer surface. At each
temperature, the IR camera is set with different inclination angles from 0◦ to 82◦, as is shown
in Fig. B.4. These parameters are summarized in Tab. 4.1. Ttherm is the surface temperature
measured by the thermal couple, and the value of DL is the luminance measured by the IR
camera and will be transformed into the temperature by using the conversion coefficient C,
Eq. (4.5).

(a) Inclination angle of 38.7 ◦. (b) Inclination angle of 81.9 ◦. (c) Inclination angle of 0 ◦.

Figure 4.8: IR images with different inclination angles.

Tab. 4.1 summarises the setting temperature, temperature measured by thermal cou-
ple, the digital value (DL) and the corresponding conversion coefficient C for the inclination
angles tested. The value of C is calculated by using DL values and the plate’s temperature
provided by the thermal couple, it is only influenced by the inclination angle because the sur-
face condition and the material phase do not change in the experiments. From Tab. 4.1, we
see that at the setting temperature of 120 ◦C the values of DL are equal to about 14400, no
matter how the inclination angle change. The values of DL varies between 9480 and 10700
when the setting temperature is equal to 70 ◦C, and its values are equal to around 7000 for
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Table 4.1: Parameters used for testing how the inclination angles affect the experimental
results.

inclination
angle (◦)

Temperature
setting (◦C)

Temperature
from thermal-
sensors (◦C)

DL mean
value

C

0 120 88.1 14453.7 18.78
0 90 74.3 10692.2 16.17
24.7 90 73.3 11295.7 17.28
24.7 120 88.8 14641.8 18.85
38.7 70 60.5 7044.4 12.6
59.3 70 61 6862.4 12.2
59.3 90 60.5 10098.6 17.8
76 90 72.7 9460.2 14.66
81.56 120 96.1 14022.8 16.67
81.56 90 77.2 9489.5 13.88

Figure 4.9: Angle of inclination versus temperature

the setting temperature of 90 ◦C. Fig. 4.9 shows the evolution of the conversion coefficient C
with inclination angle. At the setting temperature of 90 ◦C, the coefficient C is about 17 for
the inclination angle from 0 ◦ to 70 ◦, and its value is slightly decreasing for inclination angle
higher than 70 ◦. Similar behavior is also observed for the setting temperature of 120 ◦C.
We can conclude that for inclination angle less than 70 ◦ it does not influence temperature
measured by IR camera. This suggests that in practice inclination angle used should be less
than 70 ◦C, what we will do in the present work.

4.2 Complementary results of single-sweep processes

The IR camera technique is used for inspecting the temperature evolution at the powder bed’s
surface during the whole single-sweep SLS process. Three experimental cases studied are
characterized by different laser power and they are listed in Tab. 4.2. Only one result was
presented in Chapter 3 to qualify the scattering model. More details are given in this section.
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Table 4.2: Manufacturing parameters.

Case Power (W ) laser speed (m/s)
1 15 3.5
2 14 3.5
3 13 3.5

(a) time = 0 s (b) time = 0.14 s (c) time = 0.20 s

Figure 4.10: DL of a laser path measured by an IR camera.

Fig. 4.10 shows the digital level (DL) at the layer surface at three time points. The
laser moving path is monitored by the IR camera with a single sweep condition, it concerns
the laser power equal of 13 W and the laser speed of 3.5 m/s (Case 3). The adjacent laser
paths do not influence each other because the space between the sweeps is large enough. But
before the laser passes through the position (Fig. 4.10c), a low energy is observed by the IR
camera (Fig. 4.10b). Although we do not understand the reason for this laser preheating, the
accuracy of the 3D print machine is inevitably reduced.

(a) Digital level (b) Temperature

Figure 4.11: Digital level and temperature evolution with time (Case 3).

Fig. 4.11a presents the DL time evolution measured by the IR camera, which needs
to be converted into the time evolution of temperature for comparison with the corresponding
simulation results. Eq. (4.5) is used to transform DL into temperature. We know that the
base DL average is equal to 4200 according to Fig. 4.11a, and the preheating temperature of
the machine manufacturing room is set as 198 ± 7 ◦C in the experiment. The emissivity of
the powder bed is contributed by polymer particles and the holes between the particles. The
emissivity of the holes is equal to 1 because the holes are black and that of the PA polymer
is equal to 0.8. The powder bed’s emissivity calculated by the models shown in Chapter 2 is
equal to 0.86. According to the value of powder bed’s emissivity, the preheating temperature,
and the value of DL, we finally obtain the coefficient C which is, according to Eq. (4.5), equal
to 1.75. The time evolution of surface temperature is shown in Fig. 4.11b. The powder bed’s
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surface temperature sharply increases when the laser arrives, reaches the maximum of about
488 K and comes back to the preheating temperature within 0.1 s. In this figure, we see
before the maximum temperature another temperature peak that corresponds to the unknown
heating laser power. As it influences the temperature at a lever of 2 - 4 K, we chose to ignore
this phenomenon in the comparisons.

(a) (b)

Figure 4.12: Numerical and experimental results at the chosen positions in the single-sweep
situation (Case 3). (a) Three positions chosen in experimental photo. (b) Four positions
chosen in simulation points for comparison.

Figure 4.13: Numerical results at the chosen positions in the single-sweep situation (Case 3)
: Time evolution of temperature.

As is explained in Chapter 3, the Finite volume method (FVM) is used for solving
the heat equation in the simulation process and the dimension of each mesh is of 20 µm×
20 µm× 10 µm. But the IR camera used works with a pixel area of 460 µm × 460 µm
which is much larger than the mesh size. In order to compare the numerical and experimental
results, we average the numerical surface temperature over 529 meshes which cover the same
surface as one pixel area of the IR cmera. In Case 3, for an initial porosity of the powder
bed equal to 0.3, Fig. 4.13 presents both the experimental results and numerical data of tem-
perature time evolution. The curves Measurements-1, Measurements-2, and Measurements-3
are measurements of the IR camera at three positions, in which the pixel central has different
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distance to laser center , which are shown in Fig. 4.12a. The curves A, B, C and D are the
simulation results for the equivalent pixels shown in Fig. 4.12b. The comparison shows that
the temperature kinetics during laser heating is more rapid in the numerical simulation than in
the experiment and that of cooling phase is slower in the numerical simulation. But numerical
results agree qualitatively with the measurements. One factor that influences the agreement
is the powder bed’s emissivity because the powder bed’s surface changes from a rough surface
before laser heating to a smooth surface after the melting. Also polymer emissivity depends
on the polymer phase and changes during the sintering. Up to now, the evolution of the
powder bed’s emissivity is not considerd. Uncertainty on the pixel’s position also influences
the agreement as a pixel with maximal DL value may not be centered on the laser axis.

Figure 4.14: Influence of the initial porosity of the powder bed on temperature evolution.

The initial porosity of the powder bed is an important factor influencing the agree-
ment. In the simulations, we consider the powder bed as a homogeneous medium where the
initial porosity of the powder bed is in the range from 0.26 to 0.56, depending on the pack-
ing presser of the roller, the thickness of powder layers, the polymer particle surface, particle
diameter, the aging degree of polymer and so on. As is shown in Fig. 4.14, the initial powder
bed’s porosity as an important parameter highly influences the temperature evolution during
the SLS process. The maximum temperature and the cooling time increase with increasing
the powder bed’s initial porosity, because the melting process as a heat sink process is slower
under lower porosity condition and surface temperature of the manufacturing part is lower.

Fig. 4.15 displays temperature time evolution obtained from numerical simulations
and experiments for Cases 1, 2 and 3 with an initial porosity of 0.3. Again numerical results
agree approximately the experimental measurements, which seems to indicate the viability of
the model. Numerical results show that the maximum temperature increases from 493 K
to 499 K when laser power is increased from 13 W (Case 3) to 15 W (Case 1), while in
the experiments the maximum temperature does not seem to depend on the laser power and
remains about 485 K. This can be caused by the uncertainty on the pixel position as is
explained in Fig. 4.36a. The shutter time is another possible reason, the camera shutter time
of 0.0056 s is not small enough to capture the transient maximum temperature.
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(a) Case 1 (b) Case 2

(c) Case 3

Figure 4.15: Comparison of temperature time evolution between measurements and simula-
tions.

4.3 Multi-sweep and single-layer processes

Fig. 4.16 shows a picture of the powder bed with 4 working samples of 0.05 m × 0.01 m: time
evolution of surface temperature is recorded by an IR camera and the dimension of the samples
are also measured (Fig. 4.17 displays a photo showing the sample’s thickness and Fig. 4.18
shows the samples’ length and width.). In multi-sweep cases, we focus on studying how the
scanning space and scanning length affect heating overlap, heat transfer and sintering process,
In a multi-weep process, laser scanning can be both horizontal and vertical and scanning
lengths are determined according to the dimension of the manufactured parts. A scheme of
laser scanning is shown in Fig. 4.19.

In a multi-sweep SLS situation, the influential parameters include the scanning length,
laser scanning space, laser power and laser moving speed. We study nine experimental cases
with different energy densities as is listed in Tab. 4.3, an IR camera is used to capture the
digital level (DL) of the heated area part and time evolution of surface temperature is obtained
for the SLS process. Comparison of the experimental results with the numerical ones allows
to qualify the ability of our models.

4.3.1 Influence of laser moving direction and laser power model

Fig. 4.19 shows two typical sweeping methods in our experiments, the horizontal type (Fig. 4.19b)
with a longer scanning length and the vertical type (Fig. 4.19a) with a shorter scanning length.
How the scanning type influences the heat transfer in the SLS process is shown in the following.
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Figure 4.16: Picture during a SLS manufacturing process. A multi-sweep process allows to
melt polymer powder in the controlled areas in one single-layer and manufacture multiple
pieces. This process can be repeated for multi-layers and allows to produce parts of bigger
dimensions.

Table 4.3: Summary of nine experimental cases.

Case Power (W ) laser speed (m/s) scanning space (mm) Energy density (J/cm2)
1 15 3.5 0.22 1.95
2 14 3.5 0.22 1.8
3 13 3.5 0.22 1.7
4 15 3.6 0.22 1.9
5 15 3.3 0.22 2.06
6 15 3.1 0.22 2.2
7 15 3.5 0.23 1.86
8 15 3.5 0.21 2.04
9 15 3.5 0.20 2.14

Figs. 4.20 and Fig. 4.21 present the DL evolution with time recorded by the IR
camera for both the vertical and horizontal scannings. The DL evolution in the vertical
situation is shown in Fig. 4.20, and the one in the horizontal situation is shown in Fig. 4.21.
The DL for the horizontal scanning is equal to 6000 ml and less than 6700 ml for the vertical
scanning. In Fig. 4.20, for the vertical scanning the DL at the edge of the samples is much
higher than in the middle of the samples. This phenomenon is not clear in the horizontal
scanning situation (Fig. 4.21). The heating history at the edge of a sample is more complex in
the vertical scanning situation. The edge part is easy to get more preheating energy because
the previous sweeps do not have time to be cooled down and this leads to a higher preheating
temperature. Also at the edge and the corners of a sample, complex laser moving traces
result in repeated local heating and leads to more energy input in these positions when vertical
scanning is used. In the horizontal scanning situation, a longer time is left for cooling: this
reduces the overlap heating impact and makes more stable the temperature in the middle
part and at the edge of a sample. In our numerical work, we choose to get rid of the end
parts of a sample and simulate only its central part. The computational domain chosen is of
dimension 1.5 mm× 2 mm× 0.5 mm, which corresponds to only a small central part of the
samples manufactured. Furthermore, laser power is applied only to part of the domain: for
example it is applied to a length of 1.2 mm because of the adiabatic boundary conditions. We
checked that this length is longer enough so that time evolution of temperature presented in
the present work does not depend on it. The initial porosity of the powder bed is equal to 0.3
except for the case of studying the influence of the initial porosity.
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Figure 4.17: Sample picture showing its thickness.

Figure 4.18: Sample picture in X − Y plane.

(a) Vertical scanning direction (b) Horizontal scanning direction

Figure 4.19: Scheme of laser moving directions.

Fig. 4.22 shows, using a scattering model, the numerical results of surface tempera-
ture in the x − y plane for 6 sweeps during a multi-sweep and one-layer process. It concerns
Case 1 in a horizontal scanning situation with a preheating temperature of 465 K, the scan-
ning length considered is equal to 50 mm and only six laser tracks are simulated because
trac-1 and trac-6 are almost independent. Given the scanning length of 50 mm and the
laser moving speed of 3.5 m/s, the laser sweeps in the simulated domain are seperated by
0.05/3.5 s = 0.0145 s. Figs. 4.22a-4.22i show time evolution of surface temperature and the
molten area. After the first laser sweep Fig. 4.22a shows that surface temperature along trac-1
is increased and just after the second sweep surface temperature along trac-1 and trac-2 is
increased further (Fig. 4.22b) before being decreased (Fig. 4.22c). The third sweep increases
again surface temperature along trac-1, trac-2 and trac-3 (Fig. 4.22d) and this confirms that
the three successive sweeps influence each other. It is difficult to see from Fig. 4.22e if the
forth sweep influences temperature on trac-1. After the sixth sweep surface temperature along
all the tracks decreases (Figs. 4.22h and 4.22i).

Fig. 4.23 illustrates the heat diffusion in the y−z plane of the powder bed for Case-1
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(a) time = 0.056 s (b) time = 0.16 s

(c) time = 0.5 s (d) time = 1.27 s

Figure 4.20: Vertical scanning type: DL distributions during the scanning.

with horizontal scanning. These figures show not only heat diffusion in depth direction but also
the shrinkage resulted from coalescence and densification. The diffusion depth is not really
influenced by the laser sweeps although a slight difference is observed. The heat diffusion’s
depth, about 200 µm, is in the same order as in the single-sweep cases. But the shrinkage in
the powder bed is obvious and is about 50 µm in Fig. 4.23i, which is very important compared
with a heat diffusion’s depth of about 200 µm. Shrinkage is therefore an important element
for reliable prediction of SLS manufacturing process.

For a better understanding of the temperature distribution in the powder bed, we
choose about the domain mid-width 10 points to study the time evolution of surface tem-
perature, their positions are shown in Fig. 4.24. The 5 points from trac-1 to trac-5 are at
the central line of each laser sweep and the 5 points from positon-1 to position-5 are chosen
between trac-3 to trac-4.

Fig. 4.25 shows temperature time evolution at different positions: 5 points from
trac-1 to point trac-5, 5 points from positions-1 to point positions-5 and 5 depth positions
under trac-3. Compared with a single-sweep situation illustrated previously, temperature of
each point at the central line of a laser track has a higher level. This is caused by the heating
overlap. Any laser sweep influences temperature distributions in the neighbouring tracks, keeps
the maximum temperature for a longer time, promotes the coalescence of polymer particles,
and helps air escaping from the powders. As laser moving speed, laser scanning length and
scanning space affects strongly the heating overlap, they are the main parameters that influence
the temperature distribution in a multi-sweep SLS process.
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(a) time = 0.012 s (b) time = 0.314 s

(c) time = 0.4 s (d) time = 0.756 s

Figure 4.21: Horizontal scanning type: DL distributions during the scanning.

Fig. 4.25a shows the time evolution of surface temperature at the positions from
trac-1 to trac-5. It is clear that the first laser sweep influences temperature traces at the
positions trac-2 and trac-3 and that it does not seem to influence temperature at the positions
trac-4 and trac-5. In the same way the forth sweep does not seem to influence temperature
at the position trac-1. For each laser track, the maximum temperature occurs when the
next sweep is applied: for example, at the position trac-1 temperature is maximal after the
application of the second sweep, at the position trac-2 the maximum is observed when the
third sweep is realised, etc. Furthermore, time traces of temperature at the positions trac-3,
trac-4 and trac-5 are similar in the sense that their maximum temperature is about 539 K and
that there seems to be only a time delay between them. This is confirmed by Fig. 4.25b when
time delays are removed: T3(t) at trac-3, T4(t − 0.0145) at trac-4 and T5(t − 0.029) at trac-5
behave exactly in the same way. This suggests that time traces of temperature at the positions
trac-3 and trac-4 are recurrent and could represent the general behaviour of most of the sweeps
(excluding the first two and the last two sweeps) in multi-sweep SLS processes. For the laser
track n, the laser sweep n − 2 begins to influence its temperature distribution (increase its
maximum temperature). The increase of its maximum temperature continues with the laser
sweeps n − 1, n and n + 1. Although the sweep n + 2 modifies its temperature distribution,
the maximum does not increase anymore. This means that maximum temperature on the
track n is observed when the laser sweep n + 1 is applied. If we take trac-2 as an example,
the first peak is caused by the first laser sweep that heats trac-2, the second temperature
peak of 518 K corresponds to the second laser sweep. When the third laser sweep arrives,
temperature at track-2 increases to a peak value of 530 K. Although the forth laser sweep
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(a) time = 0.01 s (b) time = 0.015 s (c) time = 0.025 s

(d) time = 0.035 s (e) time = 0.045 s (f) time = 0.6 s

(g) time = 0.075 s (h) time = 0.085 s (i) time = 0.16 s

Figure 4.22: Surface temperature distribution during a multi-sweep SLS process (Case 1) using
a scattering model: a scanning length of 0.05 m is considered and the studied scanning is
horizontal, but note that in the simulation laser power is only applied to a length of 1.2 mm.

influences its temperature distribution, the peak value never exceeds 530 K. The fifth and
sixth laser sweeps do not seem to influance temperature at trac-2.

Fig. 4.25c shows the time evolution of surface temperature at the positions from
position-1 to position 5 (Fig. 4.24). In the region of heating overlap, temperature has different
time traces for short time t < 0.1 s but for t > 0.1 s, it has the same behaviour. We choose
several depth positions under trac-3 to study temperature evolution in the depth direction:
the results are shown in Fig. 4.25d and the heating influenced depth is around 200 µm.

In a multi-sweep SLS process, it is also interesting to understand the effect of scat-
tering on heat transfer. We use again the BL model without scattering to study heat transfer
in the powder bed for Case 1 by using an initial porosity of 0.3. Apart from the BL model, all
the parameters remain unchanged in comparison with the case using a scattering model.

Fig. 4.26 shows time evolution of temperature in a multi-sweep process under the
non-scattering condition. Without scattering, time traces of temperature all increase sharply
to a maximum at the beginning of its own laser sweep: at trac-1 the maximum temperature is
observed immediately after the first laser sweep, the second laser sweep influences only slightly
its temperature evolution and other laser sweeps do not seem to have any effect. Compared
with the case using a scattering model, the maximum temperature on each laser track, between
570 K and 580 K, is much higher. Similar result is also observed for other tracks. It can be
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(a) time = 0.01 s (b) time = 0.015 s (c) time = 0.025 s

(d) time = 0.035 s (e) time = 0.045 s (f) time = 0.06 s

(g) time = 0.075 s (h) time = 0.085 s (i) time = 0.16 s

Figure 4.23: Temperature distribution in the y−z plane at the mid-width during a multi-sweep
SLS process (Case 1) using a scattering model: a scanning length of 0.05 m is considered and
the studied scanning is horizontal, but note that in the simulation laser power is only applied
to a length of 1.2 mm.

Figure 4.24: 10 points in the central part of the computational domain are chosen for the
comparison of temperature time traces. One point is chosen for each of the first 5 tracks and
another 5 points are chosen between trac-3 and trac-4.

said that along the central line of a laser track temperature evolution is almost not influenced
by other laser sweeps. In the region of heating overlap, temperature evolution is influenced
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(a) (b)

(c) (d)

Figure 4.25: Time evolution of temperature at various positions about the domain mid-width
(Case 1) and numerical simulation is performed using a scattering model. (a) (b) At the tracks’
centers. (c) At positions from position-1 to position-5. (d) At different depth positions under
trac-3. Note that in (b) time delays between trac-3, trac-4 and trac-5 are removed by drawing
T3(t), T4(t − 0.0145) and T5(t − 0.029).

by the two neighbouring sweeps (Fig. 4.26b): huge temperature difference is observed at the
points from position 1 to position 5 for t <0.1 s, but for t > 0.1 s temperature evolution is
similar . Fig.4.26c presents time evolution of temperature at 5 depth positions. Temperature
decreases with depth increasing because of the energy decay and the heating influenced depth
around 250 µm is sightly larger than in the scattering case.

Fig. 4.27 compares time evolution of temperature obtained in the cases with and
without scattering. Two surface points (trac-1 and trac-2) and two depth positions (depth
of 200 µm) under trac-1 and trac-4 are chosen. Bot Fig. 4.27a and Fig. 4.27b show that
the BL model yields higher maximum temperature while maximum temperature is lower with
the scattering model. Furthermore, with the BL model temperature evolution on each point
(trac-1 or trac-4) depends only on its own laser sweep (the first laser sweep for trac-1 and the
forth laser sweep for trac-4) while using the scattering model temperature evolution at each
point depends on the neighbouring laser sweeps. In the depth direction Figs. 4.27c and 4.27d
indicate that at the depth position of 200 µm the BL model yields always higher temperature
than the scattering model. This leads to the same conclusion of a single-sweep process that
the BL model predicts a larger thickness of the final parts.
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(a) (b)

(c)

Figure 4.26: Time evolution of temperature at various positions about the domain mid-width
(Case 1) and numerical simulation is performed using BL model without scattering. (a) At the
tracks’ centers. (b) At positions from position-1 to position-5. (c) At different depth positions
under trac-3.

4.3.2 Parametric analysis

Laser power, scanning speed, and scanning space define laser energy density, an important
factor in a multi-sweep process. Scanning length, initial porosity of the powder bed and
preheating temperature also influence the process. We are trying to understand how scanning
length, scanning speed, laser power and scanning space, powder bed’s preheating temperature
and initial porosity influence the thermal history in the powder bed during multi-sweep SLS
processes. From now on only scattering model is considered. Furthermore, numerical results
of temperature presented are averaged temperature over one pixel area of the IR camera.

Scanning length

In a multi-sweep situation, temperature evolution at a point is a result of several sweeps
because the previous neighbouring laser sweeps preheat the powders and the following laser
sweeps reheat this area. The scanning length decides the cooling time between laser sweeps
which influence the preheating and reheating phenomena.

Fig. 4.28 shows time evolution of surface temperature averaged over one IR pixel
area about trac-4 for scanning length ranging from 0.01 m to 0.05 m (case-1). Note that the
averaged temperature has a slightly lower maximum compared with the temperature localised
at trac-4. In fact, a length of 0.05 m which is the sample length corresponds to the horizontal
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(a) Trac-1, surface (b) Trac-4, surface

(c) Depth position of 200 µm under trac-1 (d) Depth position of 200 µm under trac-4

Figure 4.27: Comparison of the results between the cases with and without scattering. Potions
chosen are trac-1 and trac-4 on the bed surface and at a depth position of 200 µm.

Figure 4.28: Influence of scanning length: time evolution of temperature averaged over one
IR pixel area centered on trac-4 (case-1). Scanning length specifies laser scanning frequency
and therefore cooling time at a local position.

scanning and a length of 0.01 m which is the sample width approaches the vertical scanning
case. For the smallest scanning length of 0.01 m, the cooling time is the shortest, temperature
increase is the fastest and the maximum peak temperature of 544 K is the highest. With
increasing scanning length and cooling time, temperature increase is slowed down and the
maximum temperature reached is decreased. Apart from the influence on short time behaviour
and maximum temperature, for t >0.2 s the curves are similar and the temperature drops to
the preheating temperature within 1 s.
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Scanning space between laser sweeps

Figure 4.29: Influence of scanning space: time evolution of temperature averaged over one IR
pixel area about the surface center.

When laser scanning space is varied from 200 µm to 230 µm (cases 9, 8, 1 and 7
respectively), temperature profiles obtained are shown in Fig. 4.29. As other parameters (laser
power, laser moving speed and scanning length) remain the same, the increase in scanning
space decreases energy density and the maximum temperature from 536 K for the scanning
space equal to 200 µm and 517 K for the scanning space of 230 µm. Higher maximum
temperature means longer keeping time of the molten part, there is therefore more time for
air escape and the porosity of the final part would be smaller.

Laser power

Figure 4.30: Influence of laser power: time evolution of temperature averaged over one IR
pixel area about the surface center.

Fig. 4.30 presents the time evolution of surface temperature at the surface center
of the computation domain for 3 laser powers (13 W , 14 W and 15 W ). The scanning
length, the laser moving speed and the scanning space are equal to respectively 0.05 m,
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3.5 m/s and 220 µm. With increasing laser power, The maximum temperature increases
from 520 K to 535 K, but time traces of surface temperature are similar. Comparing with
the single-sweep case, surface temperature is higher and the corresponding coalescence and
crystallizaion processes are different in multi-sweep cases.

Scanning speed

Figure 4.31: Influence of scanning speed: time evolution of temperature averaged over one IR
pixel area about the surface center

To understand the influence of the laser moving speed, cases 6, 5, 1 and 4 are
studied: laser moving speed increases from 3.1 m/s to 3.6 m/s. This means that energy
density is decreased. The results of temperature evolution with time are shown in Fig. 4.31.
The maximum temperature with 3.1 m/s is equal to 558 K and is decreased to 540 K when
the laser moving speed increases to 3.6 m/s, this is also due to the decrease in energy density.
Higher maximum temperature means also longer keeping time in the molten state and longer
cooling period.

Initial porosity of powder bed

Fig. 4.32 displays time evolution of surface temperature obtained for two initial porosities of
the powder bed (0.3 and 0.53). The maximum temperature reached increases from 530 K
for the porosity of 0.3 to 560 K for the porosity of 0.53. The conclusion is in agreement
with that drawn in a single-sweep case. As is seen in Chapter 3, particles’ arrangement and
the morphology of the powders influence laser photons transmission in the powder bed. The
attenuation coefficient is highly dependent on the particles’ arrangement: it is higher for lower
initial porosity. This leads to more energy absorption by the topper layers at lower porosity.
However, as the powder bed at higher porosity has lower ρ and Cp and lower melting latent
heat, the maximum temperature at higher porosity is not lower but higher.
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Figure 4.32: Influence of initial porosity: time evolution of temperature averaged over one IR
pixel area about the surface center.

Figure 4.33: Influence of preheating temperature: time evolution of temperature averaged
over one IR pixel area about the surface center.

Preheating temperature

Fig. 4.33 displays time evolution of surface temperature at the surface center of the compu-
tation domain for Case 1. The maximum temperature is higher for higher preheating temper-
ature. In practice, the preheating temperature for PA6 polymer is set just below the melting
temperature to reduce the thermal stress and increase the keeping time of the molten state.

4.3.3 Comparison with experimental results

Although the calibration of the IR camera was explained previously, we stress again the com-
plexity in converting the digital level into temperature. The digital level or the luminance Lv

is recorded by the IR camera. An example of its time evolution is shown in Fig. 4.34a. We use
the equation Lv = FAεσT 4 to calculate temperature from the luminance with ε emissivity
and σ Stefan-Boltzmann constant. In a multi-sweep situation, we assume that the emissivity

Modelling SLS 101
Cette thèse est accessible à l'adresse : https://theses.insa-lyon.fr/publication/2022ISAL0123/these.pdf 
© [L. Zhang], [2022], INSA Lyon, tous droits réservés



CHAPTER 4. SINGLE LAYER SLS PROCESSES

(a) Digital Level (b) Temperature

Figure 4.34: Digital level and conversion into temperature using various adjustment parameters
(case 7 with energy density of 1.86 J/cm2).

of the heated part is equal to 0.82 and that any variation due to polymer phase change, poros-
ity evolution and surface evolution is neglected. The adjustment coefficient C (C = FA) is
calculated according to the machine’s room temperature which is in the range of 460 K and
470 K and is taken as from 1.9 to 2.0. Fig. 4.34b displays the influence of the preheating room
temperature. With the preheating room temperature of 465 K, the maximum temperature
is equal to 521 K. The preheating room temperature of 470 K leads to a maximum tem-
perature equal to 525 K. As more uncertainty related to the emissivity should be added, the
comparisons which are and will be performed remains unfortunately qualitative. This indicates
that measuring accurately surface temperature in any SLS processes still remains challenging.

Figure 4.35: Comparison between numerical and experimental results: time evolution of tem-
perature about trac-4. Experimental results are obtained for both the horizontal and the
vertical scannings. Numerical simulations are performed for scanning length varying from
0.05 m (experiment of horizontal scanning) to 0.01 m (experiment of vertical scanning).

The scanning length influences the maximum temperature because longer scanning
length increases locally the cooling time and decreases the heating overlap. The dimension of
the manufactured samples is of 50 mm×10 mm, the horizontal scanning uses a scanning length
of 50 mm and the vertical scanning uses a scanning length of 10 mm. In the experiments,

102 Modelling SLS
Cette thèse est accessible à l'adresse : https://theses.insa-lyon.fr/publication/2022ISAL0123/these.pdf 
© [L. Zhang], [2022], INSA Lyon, tous droits réservés



CHAPTER 4. SINGLE LAYER SLS PROCESSES

both scannings are realised as is shown in Fig. 4.20 and Fig. 4.21. Numerical simulations are
performed for scanning lengths varying from 10 mm to 50 mm. In Fig. 4.35 the time evolution
of temperature measurement is named as "measurement-ver" and "measurement-hor". They
should be compared with the numerical curves obtained with respectively the scanning lengths
of 10 mm and 50 mm. With the horizontal scanning, the maximum temperature measured
is lower than that obtained with the vertical scanning. When compared with the numerical
results, the experimental maximum temperature is lower for both the horizontal and the vertical
scannings. For the horizontal scanning, both the experimental and the numerical curves are
similar. But for the vertical scanning, the maximum temperature in numerical simulation
occurs earlier than in the experiment. Note that the time necessary for laser to change its
direction at the end of a scanning is not considered in the simulations, this time may be
important for short scanning length and future work is therefore necessary.

In order to compare the numerical and experimental results, 8 of 9 cases listed in
Tab. 4.3 are chosen: cases 1-3 and 5-9. In the numerical simulations, the initial porosity
of the powder bed is supposed to be equal to 0.3, the scanning type is horizontal with a
scanning length of 0.05 m, the energy density applied, depending on laser energy, scanning
speed, and scanning space, varies from 1.7 J/cm3 to 2.2 J/cm3, and the surface center of
the computation domain is chosen to do the comparison. Fig. 4.36 shows the comparison of
time evolution of surface temperature for the 8 cases.

Generally speaking, agreement between the numerical and experimental results is
reasonable: similar curve behaviour is observed. In both experiments and numerical simula-
tions, the maximum temperature takes place at similar moments and increases with increasing
energy density. Apart from the highest energy density, the difference between the numerical
and experimental results of maximum temperature is less than 10 K. This is fairly satisfying
given the experimental uncertainties mentioned previously on the IR measurements, the inac-
curate knowledge on the parameters of the SLS machine (for example, the small preheating
observed in Fig. 4.10) and the limitation introduced by the camera shutter time of about
0.0056 s. In fact, in the studied SLS process the sample temperature reaches, during a laser
sweep, a high level with a short period, usually smaller than 0.001 s and then quickly de-
creases after the sweep. The keeping time of the maximum temperature is thus very short.
The shutter time of the IR camera used, about 0.0056 s, does not allow to capture the rapid
temperature increase and may not allow to capture correctly the luminance of the maximum
temperature. The agreement leads to the conclusion that the models we used, especially the
scattering model used, are satisfying in predicting heat transfer in the powder bed and hence
its surface temperature.

Fig. 4.37 presents the time evolution of surface temperature obtained for a vertical
scanning with the scanning length of 10 mm. The studied case is case 1 with Eρ = 1.95 J/cm2.
As shown in Fig. 4.20, for the vertical scanning the maximum temperature at the sample’s
edges and in the central part has a huge difference. To simplify the problem and do comparison
we study only the central part in our simulations. As the DL surface is not smooth enough,
three experimental points are chosen for comparison. Fig. 4.37 displays three experimental
curves and one numerical curve: for short time (t < 0.2 s) the three experimental curves
show a temperature difference of more than 30 K and for longer time they display only a
sight difference; the numerical result remains among the experimental curves. It means that,
for the vertical scanning with very short time delay between the two neighbouring sweeps,
surface temperature depends heavily on the positions for short time and that for longer time it
becomes independent of the positions. Nonetheless, qualitative agreement is observed between
the numerical and experimental results.
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(a) Eρ = 1.7 J/cm2, case 3 (b) Eρ = 1.8 J/cm2, case 2

(c) Eρ = 1.86 J/cm2, case 7 (d) Eρ = 1.95 J/cm2, case 1

(e) Eρ = 2.04 J/cm2, case 8 (f) Eρ = 2.06 J/cm2, case 5

(g) Eρ = 2.14 J/cm2, case 9 (h) Eρ = 2.2 J/cm2, case 6

Figure 4.36: Comparison between experimental and numerical results obtained for the hori-
zontal scanning with the scanning length of 50 mm: time evolution of surface temperature.
8 cases are compared.

Dimension of the samples is an important result of a SLS process. Based on Fig. 3.22,
if the temperature keeping time is longer than 0.05 s at 474 K or higher temperature, the
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Figure 4.37: Comparison between experimental and numerical results obtained for the vertical
scanning: time evolution of surface temperature. Three experimental curves are presented.

Figure 4.38: Thickness of the sintering samples for the cases 1-9: comparison of the exper-
imental results with the numerical results yielded by both the scattering model and the BL
model without scattering.

adjacent particles are considered as well fused together. In a multi-sweep situation, we continue
to use this condition. Fig. 4.38 shows the samples’ thickness for two types of simulations and
the experiments: it is clear that the scattering model yields comparable results with the
measurements while the BL model without scattering provides higher thickness as is in the
single-sweep cases. This seems to indicate the superiority of the scattering method.

Fig. 4.39 presents the shrinkage size predicted by the two types model for the 9
cases. It can be seen that higher energy density leads to a more important shrinkage. The
averaged shrinkage size is about 45 µm with the scattering model, and is 60 µm with the
unscattering BL model. Even with lower shrinkage predicted by scattering model, the final
thickness of the sample is still smaller than the prediction obtained under the un-scattering
condition. Compared with the averaged thickness of 220 µm, the shrinkage which is more
than 20 % of the thickness is very important. Without taking into account the shrinkage, any
modeling of SLS processes would predict wrong thickness.
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Figure 4.39: Shrinkage size for the test cases 1-9: numerical results using the scattering model.

4.4 Summary

In this chapter, single-layer SLS processes are analysed: complementary results are presented
for single-sweep cases and main studies are concentrated on the multi-sweep cases.

Numerical results obtained show that any parameter, among laser power, laser mov-
ing speed and scanning space, contributing to increase of energy density will increase the
maximum surface temperature and the keeping time of the molten state and affect the SLS
processes because higher maximum surface temperature and longer keeping time of the molten
state influence the coalescence and air escaping. Decreasing the scanning length, increasing
the initial porosity of the powder bed and increasing the preheating temperature lead to higher
maximum temperature and longer keeping time of the molten state.

Apart from analysing the numerical results obtained, they are also compared, when
it is possible, with experimental results which are mainly surface temperature measured by an
IR camera. As the conversion of digital level measured by an IR camera into temperature is
complex and becomes more complex with a powder bed undergoing phase change, porosity
change and surface evolution, calibration of the IR camera is emphasized.

Despite of the good agreement between the measured surface temperature and the
numerical prediction obtained by the scattering model, the agreement is still considered as
qualitative because of uncertainties related to phase change, porosity change and surface
evolution. Further to the agreement on the samples’ dimensions between the measurements
and the numerical results obtained by the scattering model, the scattering model seems to be
better than the BL model without scattering, which yielded higher surface temperature and
larger sample’s thickness. It can be concluded that scattering in the polymer powder bed is
an important phenomenon and must be considered in the modeling of SLS processes.

The simulations performed in multi-sweep cases revealed an important shrinkage
representing 20 % of the sample’s thickness. This indicates that shrinkage is an important
phenomenon in a polymer SLS process and should be part of SLS modeling.
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Chapter 5

Multi-layer SLS processes

Contents
5.1 Thermal history in multi-layer processes . . . . . . . . . . . . 108

5.1.1 Layer thickness of 100 µm . . . . . . . . . . . . . . . . . . . . . 109
5.1.2 Layer thickness of 80 µm . . . . . . . . . . . . . . . . . . . . . 111

5.2 Porosity of the manufactured parts . . . . . . . . . . . . . . . . 113
5.2.1 Experimental results . . . . . . . . . . . . . . . . . . . . . . . . 114
5.2.2 Porosity analysis using numerical simulations . . . . . . . . . . 115

5.2.2.1 Global description and analyses . . . . . . . . . . . . 117
5.2.2.2 Effects of the parameters . . . . . . . . . . . . . . . . 123
5.2.2.3 Comparison between the experimental and numerical

results . . . . . . . . . . . . . . . . . . . . . . . . . . . 129
5.3 Summary . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 131

107
Cette thèse est accessible à l'adresse : https://theses.insa-lyon.fr/publication/2022ISAL0123/these.pdf 
© [L. Zhang], [2022], INSA Lyon, tous droits réservés



CHAPTER 5. MULTI-LAYER SLS PROCESSES

After studying single-layer SLS processes, we are interested in multi-layer processes
in which polymer will be repeatedly heated by laser sweeps and the heating cycles affect the
micro-structure of the fabricated parts. In this chapter, we focus on analyzing the thermal
histories of multi-layer situation and predicting the porosity of the fabricated parts. Viscosity of
the molten polymer decreases with increasing temperature and this decreases the coalescence
period in a SLS process. The porosity evolution is connected to the polymer viscosity and the
thermal history of the powder bed, the porosity distribution in the samples is simulated and
compared with the experimental results.

5.1 Thermal history in multi-layer processes

Figure 5.1: Schematic of successive layers heated by multiple laser sweeps.

In multi-layer SLS processes, new polymer powder is deposited successively layer
by layer (Fig. 5.1). The time interval between two lasers is long (usually larger than 14 s),
it is longer enough to wait for the heated polymers to be cooled down to the preheating
temperature. Therefore, surface temperature of the new powder layer will not be influenced
by the old layer’s heating cycles. Surface temperature depends only on the way that the new
layer is heated. Multi-layer processes depend on not only the parameters like laser power, laser
moving speed, laser scanning and scanning space but also the thickness of the new layers. In
fact, laser scanning in multi-layer processes depends on the scanned layers. It is not the same
for all the layers: the first layer is scanned horizontally (Fig. 4.21), the second layer is scanned
vertically (Fig. 4.20) and so on. Therefore, in order to be compatible with the experiments the
scanning length for the odd number of the layers is set to 50 mm and for the even number of
the layers it is equal to 10 mm in the simulations.

Decreasing the thickness of the added layers is a good way for SLS processes to
increase the samples’ density and improve the products’ quality. However, in a SLS process,
smaller thickness leads to longer manufacturing time and decrease in efficiency and produc-
tivity. In general, the minimum thickness of layers is limited by the particle size, and the
mechanical process of adding layers is also a technical problem, so the minimum adding thick-
ness is not easy to be decreased in real fabricating condition. For improving the mechanical
quality of the product, suitable laser power, layer thickness and manufacture time need to be
found. In the following, we are interested in the layer thicknesses of 100 µm and 80 µm and
their effects on the thermal history.
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5.1.1 Layer thickness of 100 µm

Figure 5.2: Schematic of the monitoring positions. The IR camera is measuring surface
temperature of the powder bed. After adding the second layer, the monitoring point is switched
from P1 to P2, the third layer switches it from P2 et P3, etc. One signal of an IR camera
contains time evolution of surface temperature at several points.

Figure 5.3: Digital level measured by the IR camera. The peaks about DL = 2500 correspond
to adding a new layer and it is at these moments that the monitoring point is switched from
one to another.

We choose case 3 in Tab. 4.3 as an example to study the thermal history in a multi-
layer SLS process. The simulation condition is: the initial thickness of the powder bed of
1200 µm, the thickness of new layers of 100 µm, the laser power of 13 W , the scanning
space of 220 µm and the laser moving speed of 3.5 m/s, and the scanning lengths alternated
between 50 mm and 25 mm. Fig. 5.3 presents the digital level (DL) measured by the IR
camera. The two scanning directions are alternated from one to another. The maximum DL
values are about 5800 ml if the laser scans horizontally and they are equal to about 6800 ml
with a vertical scanning. In multi-layer situations, the surface temperature of each newly added
layer is independent and is not influenced by other layers because of the long cooling time.
Therefore, the temperature evolution is similar to that observed in multi-sweep and single-layer
situations.

The DL values are converted into temperature by using an correction factor C =
2.05 and an emissivity of 0.82. This value is slightly smaller than the one used in Chapter 4
because it intends to take into account the effects of polymer phase change, porosity evolution
and surface evolution of the powder bed. Fig. 5.4a presents the time evolution of surface
temperature measured by the IR camera. The sharp decreases down to 420 K corresponds to
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(a) Time evolution of surface temperature converted from the DL profile measured by the IR camera.

(b) Time evolution of surface temperature provided by the numerical simulation.

Figure 5.4: Experimental and numerical results of surface temperature in a multi-layer process.

adding the new layers and is caused by the powder roller which has extremely lower surface
emissivity. It is also at these moments that the monitoring point is switched from the old layer’s
surface to the new layer’s surface. The time profile of temperature given by the numerical
simulation is shown in Fig. 5.4b. As new layers are added numerically without the powder roller,
the preheating temperature is always observed when adding a new layer. In both Fig. 5.4a and
Fig. 5.4b, the first peak of the maximum temperature represents the laser heating of the initial
powder bed and concerns the point P1, the second peak describes the laser heating of the
newly added layer and concerns the point P2, and so on. The numerical simulation provides a
maximum temperature about 518 K for the odd number of the points and about 525 K for
the even number of the points.

Fig. 5.5 displays the comparison between the results of the simulation and the ex-
periment. Agreement is observed on the maximum temperature and the time evolution.

Fig. 5.6 presents time evolution of temperature at 10 points in the case of 10 layers:
one point on each layer. Different from Fig. 5.4a which always shows the temperature on the
top layer, Fig. 5.6 selects one point on each layer and shows the corresponding temperature
evolution. For example, Fig. 5.6a concerns the temperature evolution at the position P1
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Figure 5.5: Comparison between the numerical and experimental results: time evolution of
surface temperature.

(see Fig. 5.2) during the whole SLS process. Adding the a new layer creates point P2, the
corresponding temperature evolution is shown in Fig. 5.6b. Other layers are added afterwards
and the points P3 - P10 are established. From these curves we see that the laser influences
about 5 layers. The shape of these temperature curves and the maximum temperature at each
point are similar. Fig. 5.7 groups all the curves together by canceling the time delays between
them. The curves collapse into two groups: one group for the horizontal scanning and another
for the vertical scanning. It means that temperature evolution does not depend on the layer
and that it depends only on the scanning length applied to the layer as the waiting time is
long enough to make the thermal histories of the layers independent.

One of the consequences of the thermal history is the thickness of the manufactured
samples. The thicknesses of the samples manufactured by multi-layer SLS processes using
the parameters listed in Tab. 4.3 are measured. Numerical simulations of the corresponding
processes are performed. The measured and predicted dimensions of the manufactured are
shown in Fig. 5.8. The good agreement between the results proves the reliability of our model.

5.1.2 Layer thickness of 80 µm

As the thickness of the added layers is a control parameter of the multi-layer SLS processes,
we modify slightly the thickness to observe its influence. Fig. 5.9 shows the time evolution
of temperature at the point P1 on the first layer’s surface for both thicknesses (100 µm and
80 µm). The first heating cycle is exactly the same because the preheating temperature is
the same for the initial powder bed. The differences are observed since the second heating
cycle: the maximum temperature is higher for the thin layers of 80 µm because more heating
power of other layers arrives at the surface of the first layer. The differences of several degrees
in temperature influence the material’s thermal condition and hence the SLS process and the
final porosity of the samples.
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(a) P1 on layer 1 (b) P2 on layer 2 (c) P3 on layer 3

(d) P4 on layer 4 (e) P5 on layer 5 (f) P6 on layer 6

(g) P7 on layer 7 (h) P8 on layer 8 (i) P9 on layer 9

(j) P10 on layer 10

Figure 5.6: Temperature evolution at the positions from P1 to P10 for 10 layer case.

112 Modelling SLS
Cette thèse est accessible à l'adresse : https://theses.insa-lyon.fr/publication/2022ISAL0123/these.pdf 
© [L. Zhang], [2022], INSA Lyon, tous droits réservés



CHAPTER 5. MULTI-LAYER SLS PROCESSES

Figure 5.7: Time evolution of temperature on the top of each layer of 100 µm thick: time
delays or waiting times between the curves are cancelled.

Figure 5.8: Thickness of the samples manufactured by multi-layer processes: comparison of
the experimental results with the numerical results yielded by the scattering model, Ea =
58 kJ/mol with 465 K preheating temperature.

5.2 Porosity of the manufactured parts

Porosity is one of the output parameters of any SLS process. It affects directly other output
parameters such as density, roughness, strength and hardness. Characterising the porosity of
the manufactured parts is an important issue, especially for the multi-layer cases because the
samples provided by one-layer processes have very small thickness and are not representative
of any manufactured part.

In this section we present the experimental results obtained by X-ray tomography,
the numerical results of the simulations performed and the corresponding comparison.
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Figure 5.9: Temperature evolution at the point P1 on the first layer: comparison between the
layer thicknesses of 80 µm and 100 µm.

Figure 5.10: X-ray tomography machine used.

5.2.1 Experimental results

Porosity distribution, pore shape, pore dimension and positions of the pores in the samples
are investigated by X-ray computed tomography machine-Phoenix V|tome|x S240 (Fig.5.10).
The X-ray beam energy was set to 80 kV and images of the tomography are reconstructed
from 1500 projections. The spatial resolution of tomography for each cube is equal to 6 µm,
the measurement area is around 1 cm × 1 cm. Fig. 5.11 is the gray-scale image of a sample
observed by X-ray tomography and the corresponding binarised image (Fig. 5.12) is obtained
after the threshold. These mapping pictures are used to measure the pores and the porosity.
The striking fact is that the aligned pores are observed and separate the images into layers.
The gray-scale image indicates only 5 or 6 layers while the binarised image indicates clearly
the 10 layers which are added in the SLS process. Fig. 5.13 presents a 3D view of the sample
and indicates also clearly the 10 layers added in the process.

Fig. 5.14 displays the section images for different energy density. Pores of various
sizes and shapes are observed. The aligned pores at low energy density indicate the layered
structure of the parts. At higher energy density, the particles are well sintered together to
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Figure 5.11: Grayscale image of a sample obtained by X-ray tomography for Eρ = 1.7 J/cm2.

Figure 5.12: Binarised image of the sample obtained with Eρ = 1.7 J/cm2: pores appear in
white.

form a whole part and the layered structure is less clear. We chose the middle part (Fig. 5.11)
to evaluate the porosity distribution in depth (z) direction, the porosity in z direction is the
averaged value in both x and y directions. Fig. 5.15 displays an example of the porosity profile
in the depth direction. Again the oscillatory distribution reflects clearly the layered structure
observed in Fig. 5.14.

If the porosity profile is averaged in the depth direction, we obtain an averaged
porosity for the samples, the calculated area is shown in Fig. 5.11 . Fig. 5.16 shows the
averaged porosity of the samples for the energy densities used in the multi-layer SLS processes.
The porosity decreases slowly with power density increase. The porosity measured is equal
to 13 % when the energy density (Eρ) is equal to 1.7 J/cm2 and it is decreased to about
3.5 % when the energy density is increased to 2.2 J/cm2. Higher energy density is therefore
interesting in terms of decreasing the porosity and strengthening the mechanical properties of
the manufactured parts. But as it increases also the maximum temperature, this may increase
the aging effects.

5.2.2 Porosity analysis using numerical simulations

The porosity of the manufactured parts can be also studied by numerical simulations in which
coalescence is modeled. In a SLS process, coalescence is the most important phenomenon
responsible for air escape from the molten polymer particles. Coalescence is separated into
two stages: free gas escape is followed by slow gas penetration. The first stage is much
quicker than the second one and makes more contribution to the densification process. In the
second stage of coalescence, the porosity is smaller than 0.03 and all the pores are closed. Air
bubbles escape from powder bed through the slow gas diffusion in the polymer, it is a long and
time-consuming process that happens in low temperature situation (temperature is still higher
than the initial melting temperature.). Coalescence and hence porosity of the manufactured
parts depend on the process parameters as preheating temperature, initial porosity of the
powder bed, thickness of an added layer, laser power, laser moving speed, scanning space and
scanning.

The powder bed is supposed to be a homogenized medium and a mixture of aging
particles and new particles. The activation energy of polymer varies from 24 kJ/mol to
105 kJ/mol, and the viscosity varies from 380 Pa.s to 1000 Pa.s. Concerning the viscosity
model, both Frenkel’s model and MS model are used to simulate the coalescence process:
for a relative density larger than 0.97 the MS model is used and for smaller relative density
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Figure 5.13: A 3D view of a sample.

(a) Eρ = 1.7 J/cm2

(b) Eρ = 1.81 J/cm2.

(c) Eρ = 1.92 J/cm2.

(d) Eρ = 2.04 J/cm2.

(e) Eρ = 2.14 J/cm2.

(f) Eρ = 2.2 J/cm2.

Figure 5.14: Section images of X-ray tomography: PA6 samples sintered using different energy
density.

the coalescence is modeled by Frenkels’ model. The process parameters used are shown in
Tab. 5.1.
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Figure 5.15: Porosity distribution in the depth direction for Eρ = 1.7 J/cm2: the experimental
profile is obtained by averaging the results in both x and y directions.

Figure 5.16: Porosity versus energy density.

Table 5.1: Summary of the process parameters.

Parameter and Property Value
activation energy (Ea) [kj/mol]) 58, 24.1

Zero-shear viscosity (η0) at 513 K [Pa.s] 650
Laser power [W ] 15, 14, 13

Preheating temperature [K] 455, 460, 465
Thickness of adding layer [µm] 100, 80
Polymer particles’ radius [µm] 30

Initial porosity of the powder bed 0.56, 0.47, 0.3

5.2.2.1 Global description and analyses

Fig. 5.17 shows a series of porosity distributions with successive 10 layers. Fig. 5.18 shows
the porosity distribution following the z direction in the middle of laser scanning part shown
in Fig. 5.17. The porosity of the sample is determined by the heat transfer process and the
polymers’ physical properties. In the simulations, the thickness of an added layer is set to
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(a) 1 layer at t = 18.68 s (b) 2 layers at t = 33 s (c) 3 layers at t = 47.58 s

(d) 4 layers at t =61.8 s (e) 5 layers at t = 76.5 s (f) 6 layers at t = 91 s

(g) 7 layers at t = 105.7 s (h) 8 layers at t =120 s (i) 9 layers at t = 134.6 s

(j) 10 layers at t = 163 s

Figure 5.17: Illustration of porosity evolution in the y − z plane of the powder bed with the
successively added layers.

100 µm, the initial porosity of the powder is equal to 0.3, and the activation energy is equal
to 58 kJ/mol with a viscosity of 650 Pa.s. Once the melting takes place, coalescence of the
polymer particles starts and air between the particles escapes and goes out of the polymer bed.
The air escape results in densification of the powder bed and causes shrinkage. Therefore, in
the simulation the thickness of a new added layer is usually higher than 100 µm. The actual
thickness of each added layer is shown in Fig. 5.19. The thickness of the first added layer
of 100 µm is theoretical, the thickness of the second added layer is equal to 145 µm and it
is higher than that of other added layers (135 µm). It means that when the second layer is
added the shrinkage of the first layer is equal to 45 µm and that when other layers are added
the shrinkage of the previous layers since the last scanning is equal to 35 µm. But the total
shrinkage of the 10 layers after adding the 10th layer and after the last laser scanning will be
equal to 50 µm (see Fig. 5.34). Porosity distributions show clearly the layered structure and
the shrinkage phenomenon in the scanned zone on the top of each added layer. The porosity
of the bottom (1st) and the top (10th) layers seems to be lower than that of other layers and
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(a) 1 layer at t = 18.68 s (b) 2 layers at t = 33 s (c) 3 layers at t = 47.58 s

(d) 4 layers at t = 61.8 s (e) 5 layers at t = 76.5 s (f) 6 layers at t = 91 s

(g) 7 layers at t = 105.7 s (h) 8 layers at t = 120 s (i) 9 layers at t = 134.6 s

(j) 10 layers at t = 163 s

Figure 5.18: Illustration of porosity distribution in the z direction of the powder bed with the
successively added layers.

the porosity distributions are similar in other layers. In each layer, the bottom part of the layer
has higher porosity because the lower heating energy arriving at this depth can not provide
enough time to help the polymer particles finish the coalescence process. Even though the
coalescence at the bottom of each layer is not as sufficient as on the top, these layers are still
well connected because the liquid fraction of these parts is still higher than 50 %.

Fig. 5.20 displays the porosity distributions in the depth direction at the positions
shown in Fig. 4.24. The initial porosity of the powder bed is equal to 0.3, laser power is set
to 13 W with a preheating temperature of 468 K. The porosity distributions in the depth
direction at five central points of the laser tracks are shown in Fig. 5.20a. The x coordinate
starts on the position of the top surface of the 10th layer. Because of the shrinkage after
sintering, the top surface goes down and the distance between 0 and the first point of the
porosity profile is the shrinkage size. The porosity profiles are oscillatory: they start with flat
distributions, continue with sharp peaks at the bottom of the 10th layer which is followed
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Figure 5.19: Actual thickness of layers added during manufacturing, in the Case 3 (Eρ =
1.7 J/cm2 ) with the 58 kJ/mol activation energy, the viscosity is 1000 Pa.s and the pre-
heating temperature of 465 K.

(a) At the points from trac-1 to trac-5. (b) At the positions from 1 to 5.

Figure 5.20: Porosity distributions in the depth direction at the points defined in Fig. 4.24.

repeatedly by flat distributions and peaks and end with a plateau of 0.3 (intial powder bed).
All the peaks correspond to the junctions of the added layers and represent values about
0.27 indicating incomplete melt. There is a shift between the profile at trac-1 and the others
because of the weaker shrinkage and the faster cooling there. The porosity distributions at the
positions from 1 to 5 are shown in Fig. 5.20b. Recall that the five points are located between
trac-3 and trac-4. The porosity profiles are almost the same, this agrees with the fact that
the profiles at trac-3 and trac-4 are almost the same not only for porosity (Fig. 5.20) but also
for temperature (Fig. 4.25).

In order to understand the porosity distribution, seven points in the first layer are
selected for monitoring the time evolution of the porosity. The points selected range from the
surface to to 150 µm and are displayed in Fig. 5.21. The time evolution of temperature and
porosity at these points is shown in Fig.5.22, respectively. Laser sweeps increase temperature
at the monitored points, even at P7 temperature goes beyond 480 K, which is higher than
the melting start temperature. As the staying time is not longer enough, the porosity at P6
and P7 changes only slightly and remains about 0.3. Fig. 5.22b indicates that the porosity
evolution at other points is fast: it needs less than 0.3 s to decrease to 0.03. Note nevertheless
that at deeper positions (P4 and P5 for example) the porosity evolution is slightly slower and
that more time (<0.1 s) is needed to reach the level of 0.03. Porosity evolution becomes
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Figure 5.21: The positions monitored in the first layer in order to understand the porosity
evolution. P1 is on the layer surface, P2 at the depth position of 30 µm, P3 at the position
of 50 µm, P4 at the position of 70 µm, P5 at the position of 100 µm, P6 at the position of
130 µm and P7 at the position of 150 µm.

(a) Temperature evolution at the points P1-P7. (b) Porosity evolution at the points P1-P7.

Figure 5.22: Time evolution of temperature and porosity at the points P1-P7 in the first layer
for Case 3 (Eρ = 1.7 J/cm2 ) with the initial porosity of 0.3, the preheating temperature of
465 K and the thickness of 100 µm for the added layer.

extremely slow once it reaches the level of 0.03 because air is only contained by closed pores
and diffused slowly out of the polymer.

Figs. 5.23a and 5.23b present the time evolution of temperature and porosity at the
points P1 - P7 in the 10-layer case. Let’s stress that the present simulation is performed
with a waiting time of 4 s, which is more than three times smaller than the previous one.
As can be seen, a new layer is added before the surface temperature reaches the preheating
temperature and a sudden drop of temperature is observed when the new layer is added.
We think that the waiting time is longer enough to reveal what happens in a multi-layer SLS
process. Temperature curves indicate that the points P1 - P7 (Fig. 5.23a) are sensitive at least
to the laser sweeps of the four following layers. It is these temperature variations that continue
to contribute to the porosity evolution. In fact, before adding the second layer, shrinkage takes
place at P1 and P2: this is why porosity at P1 and P2 takes the value of 0.3 (at t = 2.5s in
Fig. 5.23b) when the second layer is added. When the laser sweeps scan the computed zone,
porosity at P1 decreases rapidly to the level of 0.03 with an efficient coalescence process while
porosity at P2 decreases very slowly in time because of a slow coalescence. Porosity at P3 was
at the level of 0.03 when the second layer was added, but the laser sweeps of the second layer
modifies suddenly its value which increases slowly in time. Very slow evolution of porosity is
observed at P4 and P5, but significant decrease of porosity is observed at P6. In terms of
long time behaviour, decrease of porosity at P2 and P6, increase of porosity at P3 and stable
porosity of 0.3 at P7 are observed.
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(a) temperature

(b) Porosity

Figure 5.23: Time evolution of temperature and porosity at P1-P7 in a ten-layer process for
case 3 (Eρ = 1.7 J/cm2 ) with the initial porosity of 0.3, the preheating temperature of 465 K
and the thickness of 100 µm for the added layer.

(a) Porosity evolution at the points P1-P7. (b) Relative mass exchange at the points P1-P7.

Figure 5.24: Zoom on the first 8 seconds: time evolution of porosity and mass exchange at
the points P1-P7 for Case 3 (Eρ = 1.7J/cm2 ) with the initial porosity of 0.3, the preheating
temperature of 465 K and the thickness of 100 µm for the added layer.
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To better understand the porosity evolution, time evolution of the porosity and the
mass exchange in the control volumes are presented for the first 8 seconds in Fig. 5.24. The
space freed by air escape in each control volume is filled by the polymer coming from the upper
neighbouring control volumes. The mass exchange happens almost all the times, especially
during the melting process. We only consider the collapse and mass exchange in depth direction
in our simulation, therefore, the porosity calculated in the simulations is determined by not
only the coalescence processes but also the porosity of the upper neighbouring control volumes.
From Fig. 5.24b we observe that after the scanning of the first layer the mass exchange is
weak at P1, P2 and P3 due to air escape and shrinkage and important at other points. After
the scanning of the second layer, very important mass exchange is observed at the points P1,
P2 and P3. We know that at P1 the melting/coalescence process is efficient and that it is
not the case at P2 and P3. As we observe also a smaller mass exchange at P4, the porosity
evolution at P2 and P3 is more likely due to the shrinkage and the fact that polymer of the
second layer goes down to P3. The important mass exchange is followed by a longer period
of weak mass exchange explaining the slow evolution of the porosity.

5.2.2.2 Effects of the parameters

The parameters of interest are laser power, thickness of the added layers, preheating temper-
ature, initial porosity of the powder bed and viscosity of the molten polymer.

Figure 5.25: Influence of laser power (13 W/14 W/15 W ) on the porosity distribution

Laser power of 13 W , 14 W , and 15 W is applied to a powder bed with an initial
porosity of 0.3. Fig. 5.25 shows the porosity distributions obtained: the layered structure of
the porosity distribution remains. Higher laser power gives rise to smaller porosity because
increase in laser power results in an increase of energy density, a higher maximum temperature,
a larger influential zone, and therefore more efficient melting/coalescence processes.

To understand how the thickness of the added layers affects the coalescence process,
the thickness of 80 µm is chosen and studied with the laser power of 13 W and the preheating
temperature of 465 K. The porosity distribution is displayed in Fig. 5.26. Compared with
Fig. 5.20 obtained with a thickness of 100 µm, porosity has smaller amplitude especially for
the even layers which are scanned vertically. In terms of the averaged porosity, it decreases to
6 % to be compared with 13 % for the thickness of 100 µm.
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Figure 5.26: Porosity distribution obtained with .

Figure 5.27: Influence of the preheating temperature on the porosity with Eρ = 1.92 J/cm2.

Preheating temperature is an essential parameter to minimize the residual stress
and improve the quality of the products. The SLS processes use three preheating methods
which are built chamber preheating, base-plat preheating, and laser pre-scanning heating.
Higher preheating temperature improves the products’ quality, however, it increases the energy
consumption and in some cases the preheating increases the energy consumption up to 40 %.
In our simulations, we are only interested in the influences of the preheating temperature on
the thermal history in the powder bed, the shrinkage and the final porosity of the samples.
Fig. 5.27 shows the porosity distribution results in the depth direction with the preheating
temperature varying from 455 K to 465 K. In the previous analysis, we know that the
maximum temperature and high temperature keeping time are increasing with preheating
temperature increasing. Increasing the preheating temperature allows therefore to complete the
coalescence process and decrease the samples’ porosity, which is clearly indicated by Fig. 5.27

The initial porosity of the powder bed is usually in the range from 0.26 to 0.6. As
it influences the photons’ transmission in the powder bed, the final porosity of the samples
highly depends on it. For an initial porosity is equal to 0.56, the porosity distribution for
a 10-layer SLS process is shown in Fig. 5.28. The porosity distribution in the sample has a
similar oscillatory behaviour with higher peak and averaged values. The averaged final porosity
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Figure 5.28: Porosity distribution obtained with an initial porosity of 0.56.

is equal to 36 % (much higher than 13 % obtained for the thickness of 100 µm). The lowest
porosity equal to 10 % is observed in the firs layer. For other layers, porosity ranges from
25 % to 50 %.

Figure 5.29: Influence of the initial porosity on shrinkage

Fig. 5.29 shows the shrinkage obtained with two initial porosity of the powder bed.
The dimension of the shrinkage is higher for higher initial porosity. There are two possible
reasons: The loose iterative structure with higher initial porosity collapses more easily and more
space is freed by the coalescence process; high porosity results in higher maximum temperature
and longer staying time at high temperature promote efficient coalescence process and leave
more time for inserted air to escape from the molten polymer.

As far as is concerned the experiment that used similar process parameters, the
averaged porosity of the measured sample is about 14 %. This is much smaller than 37 %
yielded by the numerical simulation performed for the initial porosity of 0.56. With an initial
porosity of 0.30 and a laser power of 13 W , the corresponding porosity distribution shown in
Fig. 5.25 leads to an averaged final porosity equal to 11%. An initial initial porosity of 0.3
seems to be more reasonable for the powder bed studied experimentally. In our simulations,
the thicknesses of each layer is equal to 100 µm and the averaged particles’ diameter is equal
to 60 µm. It is possible to have the models b and c (in Fig. 1.11) and get a volume fraction of
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voids about 37 %. Given the variability of particles’ size and shape, smaller particles can easily
fill the empty space and one get smaller porosity. In the numerical simulations, we choose the
initial porosity equal to 0.3 for the powders used in the experiemnts.

The viscosity calculation follows the Carreau-Yasuda model and the shear viscosity
(η) can be calculated as:

η(T ) = η(T0)exp(Ea

R
( 1
T

− 1
T0

)) (5.1)

where the value of Ea for PA6, varying from 24.1 kJ/mol to 105 kJ/mol, depends on the
state of polymer, η(T0) is the zero shear viscosity of the polymer, varying from 380 Pa.s to
1000 Pa.s.

According to Veberlen et al. [52], the activation energy of virgin PA6 Sinterline is
equal to around 24.1 kJ/mol, lower than the typical values of polyamides that range up to
58 kJ/mol, and the activation energy for an extremely aging polymer may increase to more
than 105 kJ/mol. The aged powders thus have higher viscosity and longer relaxation time
than new polymer particles because they go through a solid state post condensation process.

(a) Shear-free viscosity of PA6 Sinterline (b) Terminal relaxation time.

Figure 5.30: Viscosity and terminal relaxation time versus temperature obtained for two Ea

values and η0 = 580 Pa.s.

Figs. 5.30a and 5.30b show viscosity and relaxation time versus temperature for
two values of activation energy. For high activation energy, viscosity is larger and terminal
relaxation time is longer at lower temperature condition (T > 510 K). For higher temperature,
viscosity is smaller and terminal relaxation time is shorter. During the manufacturing processes,
if temperature is higher than 510 K, the aged particles with higher activation energy is
connected together more easily because of a slightly high flowability of the melting polymer.
However, at lower manufacture temperature (T < 510 K), the new powders having high
flowability are connected more easily together to form a whole object.

In SLS processes using PA6, temperature is in the range from 470 K to 560 K. Two
values of temperature of 490 K and 540 K are chosen as coalescence temperature to study
the coalescence process, the characteristic used is the contact length. Figs. 5.31a and 5.31b
present time evolution of the contact length with two different values of activation energy. At
higher coalescence temperature, the coalescence process is faster than at lower coalescence
temperature: at T = 540 K it ends within 2 s while at T = 490 K it lasts at least 4 s. From
the figures we see also that at T = 540 K the aged particles with higher activation energy is
more interesting and that at T = 490 K the new powders are more interesting because of a
shorter coalescence process.
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(a) Temperature = 490 K (b) Temperature = 540 K

Figure 5.31: Time evolution of contact length for Ea =58 kJ/mol and 24 kJ/mol at tem-
perature of 490 K and 540 K.

(a) Viscosity of PA6 Sinterline versus temperature (b) Evolution of contact length at T = 490 K

Figure 5.32: Influence of η(T0) on polymer viscosity and contact length with Ea= 58 kJ/kg.

The η(T0) is influenced by the material properties and depends therefore on aging.
As η is linear with η(T0), the increase in η(T0) will increase η (Fig. 5.32a). The fact that
higher viscosity slows down the coalescence process leads to a slowing down of the coalescence
process with increasing η(T0).

Table 5.2: Summary of the polymer properties.

Case activation energy
(Ea), [kJ/mol]

Zero-shear viscosity (η(T0))
at T0 = 513 K (Pa.s)

1 24.1 380
2 58 380
3 24.1 650
4 58 650
5 58 1000

As is illustrated above and in Chapter 2, polymer viscosity, an important parameter
affecting the coalescence process, affects therefore the shrinkage process and the final porosity
distribution of the sample. Fig. 5.33 shows the final porosity distribution in the samples under
three conditions (cases 3, 4 and 5 listed in Table 5.2) using the energy density of 1.92 J/cm2,
the scanning length of 0.05 m and the initial porosity of 0.3. These results illustrate that
decreasing the activation energy and the zero-shear viscosity will promote the flowability of
liquid polymer and therefore the coalescence process and the connection of particles to get a
higher density sample. For fixed zero-shear viscosity, decrease in the activation energy leads to
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Figure 5.33: Eρ=1.92 J/cm2.

a lower porosity and, for fixed activation energy, decrease zero-shear viscosity leads also to a
lower porosity. This indicates that, in terms of air escape or shrinkage, the multi-layer processes
is mainly dominated by the coalescence process happening between 474 K to 510 K. The
reason is that if the merging process happened mainly at higher temperature (> 510 K), the
lower activation energy of 24.1 kJ/mol would result in higher porosity according to Fig. 5.31.

(a) Sample thickness. (b) Shrinkage.

Figure 5.34: Dimension of the thickness and shrinkage for the cases listed in Table 5.2.

Tab. 5.2 lists five cases combining two values of activation energy with three values
of zero-shear viscosity. Numerical simulations of the five cases are performed with laser power
of 15 W , scanning length of 0.05 m, energy density of 1.92 J/cm2 and initial porosity of 0.3.
The samples’ thickness obtained for the cases 1 - 5 is shown in Fig. 5.34a. The shrinkage
obtained for the cases 1 - 5 is shown in Fig. 5.34b: lower zero-shear viscosity and lower
activation energy (Cases 1 - 3) result in a higher shrinkage (60 µm) and a smaller shrinkage
is observed for the cases 4 - 5. In fact, the thickness of the sample is between 1170 µm
and 1180 µm, the shrinkage observed is between 50 µm and 60 µm and it is in the same
order of the shrinkage obtained for one-layer processes. This result is not surprising because
in multi-layer processes the shrinkage of the layers before the last one is all covered by the
added layers and only the shrinkage of the last layer remains at the end.

In the SLS process, the powders usually consists of aging powders and new powders.
In multi-layers and multi-sweeps cases, even if all the powders consist of new polymer particles,
near the laser scanning zone the particles which are not melted are still through the preheating
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and heating cycle: the chain structure of polymers have been changed and the same remains
true for the physical properties of the polymer. Therefore, we chose an average activation
energy for the working powder bed, which is equal to 58 kJ/mol, and η(T0) equal to 650 Pa.s
at T0 = 513 K for PA6 Sinterline, because new particles are assumed mixed with used polymer
particles.

5.2.2.3 Comparison between the experimental and numerical results

(a) Eρ = 1.8 J/cm2. (b) Eρ = 1.8 J/cm2.

(c) Eρ = 1.92 J/cm2. (d) Eρ = 2.04 J/cm2.

(e) Eρ = 2.14 J/cm2. (f) Eρ = 2.2 J/cm2.

Figure 5.35: Porosity distribution versus energy density: comparison of measurements with
numerical results.

We are going to qualify our modeling approach by comparing tomography measure-
ments of porosity with numerical predictions of porosity. Many factors affect porosity of the
powder bed, the main factors considered in the numerical simulations include laser power,
energy density, preheating temperature. thickness of the added layers and polymer viscosity.
This is why, in the simulations, we choose the mid-values of viscosity and activation energy:
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zero-shear viscosity is equal to 650 Pa.s and Ea is equal to 58 kJ/mol. The polymer powder
bed is seen as a homogeneous medium with an initial porosity equal to 0.3 because of the
even distribution of the particle size and the pressure applied to the thin polymer layers by the
roller. To better describe the experimental conditions, numerical simulations are performed by
using the horizontal scanning for the odd layers (1, 3, etc.) and the vertical scanning for the
even layers (2, 4, etc.).

Porosity distributions in the depth direction are displayed in Fig. ?? for various energy
densities: for each energy density numerical porosity profile is plotted against the experimental
measurement. The global observation is the following: both experiments and simulations show
the oscillatory distribution of the porosity, the layered structure of the samples, the decrease of
porosity peaks with increasing energy density, and an qualitative agreement between them. The
oscillatory behaviour of the porosity is more pronounced for lower energy density (Figs. 5.35a
and 5.35b), less pronounced for higher energy density because of the decrease of porosity
peak values (Figs. 5.35c, 5.35d and 5.35e) and disappeared completely for the highest energy
density of Eρ=2.2 J/cm2 (Fig. 5.35f).

Figure 5.36: Comparison of the averaged Porosity

For the energy densities investigated, Fig. 5.36 shows the averaged porosity measured
experimentally, the corresponding standard deviation and the averaged porosity of numerical
simulations. The average porosity is decreasing as the energy density is increasing, this is
observed in both the experiments and the simulations. Agreement between the measurements
and the numerical results is good and encouraging for the numerical modeling. But note
that for small energy density the difference between the experimental and numerical results
is more important. The main reason for the discrepancy is the inaccurate knowledge on the
sintering process and the properties of the materials. The preheating temperature is floating
in the SLS machine while it is fixed in our simulations. Polymer viscosity depends on the
aging degree of the powder and it is difficult to monitor the polymer aging in the SLS process.
The initial porosity of the powder bed in the SLS machine is not well known and a value of
0.3 estimated from laboratory work is used in our simulations, furthermore the initial porosity
under real particle packing conditions may not be homogeneous. Another possible reason is
that we simulated only the central part of a sample: the end effects of the laser scanning are
important for the vertical scanning and they are not considered in numerical simulations.
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5.3 Summary

In this chapter, multi-layer processes are analysed. Time evolution of temperature and porosity
distribution in the products are the highlight.

• In a multi-layer process, time evolution of surface temperature is not influenced by the
previous layers because the waiting time is long enough to cool the scanned surface
down to the preheating temperature.

• The laser scanning influences about 5 layers and repeatedly heats the polymer particles:
it modifies slightly air escape, densification and hence porosity distribution. This modifies
the conclusion drawn on the thermal influential zone of the laser scanning in one-layer
cases.

• The porosity distribution in a manufactured sample is affected by the initial powder
bed’s porosity, the powder bed’s preheating temperature, the thickness of the added
layers, the laser power and the polymer viscosity. Decreasing the initial porosity and the
thickness of the added layer and increasing the preheating temperature and the laser
power decrease the sample’s porosity and improve its density and its quality. Polymer
viscosity plays a complex role because it depends on polymer aging degree and its effects
depend on temperature.

• The X-ray computed tomography technique is used to measure the porosity distribution
in the manufactured PA6 samples. The measurements are compared with the numerical
results obtained with an initial porosity of 0.3, a zero-shear viscosity of 650 Pa.s and
an activation energy (Ea) of 58 kJ/mol. A good agreement observed on the porosity
distribution, the averaged porosity and their evolution with respect to the energy density
is encouraging and assesses the ability of our modeling.
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Conclusions and perspectives

Conclusions

The SLS as a promising manufacturing method will be used in all the industry areas in the future
industry. There are many defects existed in the sample comparing with traditional method
and we need to control the manufacturing process for improving the samples’ properties. The
simulation methodology is used to better study the manufacturing process. This thesis focuses
on simulating the whole SLS processes for PA material and more accurately heat transfer
during the whole SLS processes. The phenomena involved in a SLS process or heat transfer in
a SLS process include the laser-powder interaction, sintering and coalescence, powder bed’s
densification, and crystallisation. Details of these phenomena are discussed and modeled by
the corresponding mathematical models. All the models are integrated in heat equation which
is formulated under the assumption of an equivalent homogeneous medium to describe a SLS
process. This assumption implies further models for thermo-physical properties, porosity, etc.
Finite volume method is used to discretize the governing heat equation in space and the second-
order semi-implicit Crank–Nicolson scheme is used to discretize it in time in order to obtain the
transient thermal history in the powder bed. Note that the third-order Runge–Kutta method
is used to discretize the coalescence model. The laser-powder interaction is first investigated:
the scattering phenomenon is emphasized and analytical models are proposed. Temperature
evolution, temperature distribution, thermally influenced area, dimension of the molten pool,
and porosity of the samples are discussed in detail for both one-layer and multi-layer SLS cases.

We studied how the scattering phenomenon affects the distribution of laser power
in a powder bed and heat transmission between laser and polymer particles. The modified
Monte-Carlo method and the Mie theory are introduced to reflect the laser-polymer particles
interaction. Different from the traditional Beer-Lambert method which only considers absorp-
tion and reflection, the MC model introduces also the scattering phenomenon. We analysed
how the scattering factor (g), the initial porosity of a powder bed and the particles’ radius
affect the distribution of laser power and heat transfer in the powder bed under scattering
condition. Compared with the BL methods, the photons’ distribution maps reveal that laser
power is distributed in a larger and shallower zone under scattering condition and that the
scattering leads to a wider and shallower molten pool. A larger distribution area for laser
power which is caused by the fact that scattering modifies the photons’ travel directions re-
sults in a lower maximum temperature on the bed surface. Surface temperature of the powder
bed is measured by an IR camera and compared with the numerical results obtained by using
both the scattering model and the BL model without scattering for laser power distribution.
In single-sweep and single-layer SLS cases, time evolution of surface temperature using the
scattering model fit better the experimental measurements of the IR camera. Finally, we cal-
culated the dimension of the samples with our modeling and compared them with the existing
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experimental results: a better prediction is observed when using the scattering model. These
observations indicate the importance of the scattering phenomenon in laser-polymer powder
interaction and hence the importance of the scattering model in simulating SLS processes.

We extended the studies to multi-sweep and single-layer cases. An IR camera is used
to measure surface temperature of the powder bed and IR camera calibration is discussed.
An IR camera captures the luminance signal emitted and reflected by the powder bed and
outputs the Digital Level (DL), then the DL value is converted into temperature. The
factors influencing the conversion are camera correction factor, camera inclination angles and
emissivity of the powder bed. The experimental results show that title angle has little influence
on the results, especially when the angle is smaller than 70 ◦. Emissivity of the powder bed
depends on the emissivity of the polymer particles, the emissivity of the surface holes/pores
and the porosity of the powder bed. As, during SLS processes, polymer particles change phase
and the porosity and the surface roughness change too, it is very difficult to determine the
emissivity of the powder bed and even less its time evolution which is necessary for the DL
converion. In the simulations performed, we chose 0.3 as the powder bed’s initial porosity to
better reflect the real condition. In the multi-sweep situation, surface temperature is higher
than in the single-sweep situation because of the heating overlap. The numerical results
reveal that shorter scanning length, smaller scanning space, lower scanning speed and higher
preheating temperature increase the maximum temperature and prolong the high temperature
keeping time. Higher initial porosity increases also the maximum temperature because of the
lower melting sink. Comparison between numerical and experimental results shows a good
agreement and assesses the ability of the scattering model and our modeling.

We applied the modeling to multi-layer cases, analyzed thermal history of the pro-
cess and predicted the porosity distribution in the samples. In multi-layer processes, surface
temperature and its time evolution are independent of other layers because the waiting time is
very long and longer enough to cool the powder bed down to the preheating temperature. The
porosity prediction is based on the sintering and coalescence model, which is highly affected by
the preheating temperature, the initial porosity of the powder bed, the thickness of the added
layers, laser power and polymer viscosity. Influences of these parameters are investigated and
show that polymer viscosity depending on the aging degree is a complex parameter. An initial
porosity of 0.3, a zero-shear viscosity of 650 Pa.s and an activation energy (Ea) of 58 kJ/mol
are chosen for the numerical simulations. In order to assess the numerical results, the X-ray
computed tomography technique is used to measure the porosity distribution in the manufac-
tured PA6 samples. Comparison between the measurements and the numerical results shows
a good agreement on the porosity distribution, the averaged porosity and their evolution with
respect to the energy density.

Perspectives

To evaluate heat transfer during a SLS process, we developed a detailed numerical modeling to
predict thermal history (temperature), porosity distribution in the samples, averaged porosity,
and dimension of the samples. Apart from pursuing the qualification/validation process of our
modeling, the following points need to be improved:

• Crystallisation is the last phenomenon taking place in a SLS process, it determines
another important output parameter, the crystallinity of the manufactured parts. Pre-
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liminary experimental and simulation work has been done in the the present thesis and
put in the appendix. We estimated roughly the values of melting latent heat of new
polymer and aging polymer, simulated the crystallisation processes and estimated the
crystallinity of the samples. The results obtained are interesting and in the future more
work should be done both experimentally and numerically to improve the accuracy of
the results.

• The computational cost of the numerical simulations performed is still too important
although large time steps are used whenever it is possible. Therefore, we only simulated
a small central part of the manufactured samples. To be able to simulate complete
manufacturing products, more work needs to be done to simplify the simulation models
and/or improve the computational efficiency. Model reduction could be a possibility.

• In the simulations performed, many model parameters of the polymer came from the
experiments found in the literature. Given the fact that the materials used are provided
by different suppliers and that the experiments are performed at different time periods,
the model parameters chosen in the present work are not obtained for the same PA
formulation and even less for the PA powder we used in the SLS machine. Future
modeling progress relies heavily on the laboratory and process experiments performed
for the polymer materials from the same formulation or at least from the same supplier.
According to the current work, accurate knowledge on the preheating temperature and
the initial porosity is privileged as none of the two parameters is measured up to now.

• We assume the powder bed is a uniformly homogeneous medium, but a real polymer
powder bed may not be uniformly homogeneous. This leads to not only different equiva-
lent local thermo-physical properties but also different laser-polymer powder interaction.
Therefore, future experimental work is needed to characterise not only the porosity of
a powder bed but also its spatial distribution and, if it is the case, the interaction of a
laser with a non-uniformly homogeneous powder bed should be studied.
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Appendix A

Crystallization analysis

In a SLS process, crystallisation happens during the last phase, the cooling phase, before get-
ting the final samples/products. The crystallisation process influences one of the important
output parameters, the final crystallinity of the final samples/products. As mechanical prop-
erties of the final samples/products depend on the final crystallinity, it is important to study
crystallisation processes.

A.1 DSC method and crystallinity

The thermal analysis experiments of laser samples are realised using a Diamond DSC machine,
the DSC measurements are carried out with samples’ weights between 5–10 mg under nitrogen
flow. Samples are heated up from 20 ◦C to 240 ◦C, kept at 240 ◦C for 1 minute, and cooled
down to 20 ◦C. All the steps are carried out with a rate of 10 ◦C/min, and the thermal
programs of each step are recorded.

The degree of crystallinity Xc can be calculated by the following equation:

Xc = ∆Hm

∆H0
m

× 100% (A.1)

where ∆Hm is the melting enthalpy of the samples, ∆H0
m is the melting enthalpy of the

perfect crystal, equal to 230 J/g for 100 % crystalline PA6 material [53] [75].

Fig. A.1 shows the melting enthalpy and the crystallinity of the samples that are
manufactured with different processes. Fig. A.1a presents the melting enthalpy in single-sweep
and single-layer situations: the melting enthalpy is between 52 J/g to 58 J/g. Fig. A.7a
presents the melting enthalpy in multi-sweep and single-layer situations for energy density
varying from 1.7 J/cm2 to 2.14 J/cm2, the value of the melting enthalpy is in the range
from 45 J/g to 50 J/g. Fig. A.7b presents the result in multi-layer cases and the averaged
melting enthalpy is about 55 J/g. In the three groups of situations, the latent heat does
not seem to depend on the energy density. But note that the melting enthalpy in multi-
sweep and single-layer cases is smaller than the results obtained in single-sweep/single-layer
and multi-sweep/multi-layer cases. The difference observed in the melting enthalpy may be
due to the percentage of the molten polymer and the polymer aging during the corresponding
processes. In fact, the molten polymer will crystallise partly during the cooling phase to
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APPENDIX A. CRYSTALLIZATION ANALYSIS

(a) Melting enthalpy in single-layer and single-
sweep cases.

(b) Melting enthalpy in single-layer and multi-
sweep cases.

(c) Melting enthalpy in multi-layer and multi-
sweep cases.

(d) Crystallinity versus energy density

Figure A.1: Influence of SLS processes on melting enthalpy and crystallinity versus energy
density with different fabrication condition.

form new crystalline and thermal aging modifies also thermo-physical properties of the aging
powder.

Figs. A.2, A.3 and A.4 present the DSC curves of the samples manufactured in
three SLS processes. In the single-sweep situation, the DSC curve shows two peaks for the
fusion (Fig. A.2). They correspond to two types of crystalline: the peak at lower temperature
corresponds to the crystallised aging polymer and the other one at higher temperature to the
virgin or aging polymer powder. In the multi-sweep and single-layer case, the first peak of
the crystallised aging polymer is lower and the second peak of the virgin or aging polymer
powder is higher in comparison with the single-sweep/single-layer situation. In the single-
sweep situation, the maximum heat flow takes place at the second peak temperature equal to
about 208.5 ◦C, it decreases to 207 ◦C in the multi-sweep and single-layer situation. In the
multi-sweep and multi-layer situation the maximum heat flow occurs at a higher temperature
of 210 ◦C and the first peak of heat flow almost disappears.

The polymer aging of PA6 powders is studied experimentally by Katta [154] and
Stiller et al. [155]: the effects of the aging and degradation phenomena on the properties are
investigated for the virgin powders and the used powders during SLS processes manufacturing
tensile samples. A SLS process producing 16 tensile samples is called one iteration: iteration
0 starts with virgin powders, at the end of iteration 0 the used powders are picked up from
the thermally influenced but non molten zone. Then iteration 2 starts and at its end the
used powders are picked up again. The procedure is followed till the end of iteration 7. The
DSC experiments are conducted with the sample powders picked up after each iteration for two
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Figure A.2: DSC curve of a sample manufactured in a single-sweep and single-layer process.

Figure A.3: DSC curve of a sample manufactured in a multi-sweep and single-layer process.

DSC heating cycles which are denoted respectively as the 1st and 2nd heating cycles. Fig. A.5
displays the crystallinity of PA6 powders from iteration 0 (unused powder) to iteration 7 (used
powder) obtained after the 1st and 2nd heating cycles. For the experiments of the 1st
heating, sample powders are never melted before. As they are kept below the initial melting
temperature, they are only aged. We see therefore that thermal aging either keeps or increases
the melting enthalpy: DSC reveals the same crystallinity as the virgin powder after iteration
1 and a higher crystallinity of about 31 % after iteration 2 and other iterations (Fig. A.5a),
the increase is induced by the thermo-oxidation, where the oxidative attack is preferentially
localized on the C-H bonds of nitrogen atoms to decrease the molecular weight and increase
the crystallinity.. For the experiments of the 2nd heating, DSC samples are cooled down to
low temperature and crystallisation of the more or less aged polymer takes place under the
DSC cooling conditions. The results indicate that crystallinity decreases for crystallisation
under the DSC cooling conditions (Fig. A.5b). Another important result concerns the peak
melting temperature: thermal aging decreases the peak melting temperature of PA6 powder
from 210 ◦C for iterations 0 and 1 to 208 ◦C since iterations 2 (Fig. A.5c) on the one hand
and on the other hand it increases the peak melting temperature of melted and crystallised
aging PA6 powder to 209 ◦C since iteration 2.
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Figure A.4: DSC curve of a sample manufactured in a multi-sweep and multi-layer process

(a) Crystallinity - 1st heating (b) Crystallinity - 2nd heating

(c) Peak melting temperature - 1st heating (d) Peak melting temperature - 2nd heating

Figure A.5: Crystallinity ((a) and (b)) and peak melting temperature ((c) and (d)) of the PA6
powders for the 1st and 2nd heating runs with respect to the iteration number (iteration 0 is
the virgin powder) [154] .

Ruggi et al [128] measured, from the DSC melting and crystallisation curves, the
initial melting temperature (Tfdebut

), the temperature of melting peak (Tf ), the initial crys-
tallization temperature (Tcdebut

), the temperature of crystallization peak (Tc), melting latent
heat (∆Hf (J/g)) and crystallization enthalpy (∆HC (J/g)) of PA6. They recorded these
parameters at 1, 3 and 6 DSC testing cycles for a maximum arriving temperature of 240 ◦C
and 280 ◦C. The corresponding results are shown in Tab. A.1. In the case of the maximum
arriving temperature of 240 ◦C, Tf decreases from 209 ◦C at cycle 1 to 204 ◦C at cycle 6.
We can see that the melting latent heat (∆Hf ) decreases from 68 J/g at cycle 1 to 35 J/g
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at cycle 6.

Ruggi et al [128] also manufactured the PA6 tensile specimens according to ISO
527-1A using high energy density (3.65 J/cm2) to totally melt the polymer and measured the
crystallinity of the samples which are annealed at 433 K for increasing keeping time. The
keeping times are 0 h, 1 h, 10 h, and 24 h and the corresponding crystallinities measured are
equal to 20 %, 23 %, 25 % and 28 %, respectively. Because the repeated heating promotes
the thermal degradation of the polymer and longer keeping time promotes crystallisation, the
melting latent heat of the tensile specimens is higher than the melting latent heat of melted
and crystallised PA6 material under DSC conditions.

Table A.1: Thermal characteristics recorded during cycles 1, 3, and 6, for a maximum tem-
perature reach to 240 ◦C/280 ◦C during the cycles [128].

Cycle number Tfdebut
(◦C) Tf (◦C) Tcdebut

(◦C) Tc(◦C) ∆Hf (J/g) ∆Hc(J/g)
240 ◦C

1 200 209 169 159 68 45
3 195 205 168 159 42 38
6 192 204 168 159 35 35

280 ◦C
1 200 209 167 156 68 36
3 192 201 167 156 34 34
6 192 200 167 156 33 33

Our experiments tested the manufactured samples. They should be compared with
Katta’s results obtained for the 2nd heating cycle [154]. The results of the 1st heating cycle
are useful in terms of melting latent heat and crystallisation enthalpy. In our experiments, Tf

of the single-layer cases is about 208 ◦C. According to Katta [154], the PA6 powder used in
our experiments is almost virgin because this agrees with the corresponding Tf of iterations 0
and 1 of the 2nd heating cycle. In the multi-layers manufacturing cases, the measured Tf equal
to 210 ◦C agrees with the results of the 2nd heating cycle since iteration 2. It means that
in the multi-layers manufacturing cases the SLS process is much longer than the single-layer
ones so that the PA6 powder used becomes thermally aged.

In terms of melting enthalpy and crystallinity, quantitative comparison of our results
with the results of Katta [154] and Ruggi et al [128] resmains difficult because crystallinity
depends heavily on the cooling conditions while the cooling conditions in any SLS proceses
are completely different from those under DSC. Nevertheless we can compare qualitatively our
results of multi-sweep and multi-layer cases with the study of Ruggi et al [128] on the annealing
effects. Ruggi et al [128] showed that at the end of their SLS process the crystallinity obtained
is about 20% and that at the end of 1 h annealing it increases to 23%. Given the difference
between the manufactured samples, the crystallinities that we measured are equal to ∼20% in
multi-sweep and single-layers cases and ∼23% in multi-sweep and multi-layer cases (Fig. A.1d)
and agree reasonably with the results of Ruggi et al [128].

A.2 Single-sweep and single-layer cases

We are interested in the kinetics of the crystallisation process and time evolution of the relative
crystallization rate. The crystallization rate is calculated by the non-isothermal crystallization
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Table A.2: Process parameters for simulation.

K0(s−3) U∗a Kg(K2) Tf (K) Tg(K)
7.1×1018 7263 2.9×105 496 330

model presented in Chapter 2, and the involved physical properties are calculated by the
parallel model. The parameters used are listed in Table A.2.

Figure A.6: Time evolution of relative crystallinity versus laser power (central of laser).

Time evolution of relative crystallization rate is displayed in Fig. A.9 for three laser
powers (13 W , 14 W and 15 W ) in a single-sweep situation. All the curves have an "S"
shape, the relative crystallization rate is small and the crystallization process is slow at the
beginning, the crystallization rate increases quickly in the middle part and it then slows down
at the end. The three curves are similar: laser power has no influence on time evolution of
crystallization rate.

(a) (b)

Figure A.7: Time evolution of relative crystallisation rate at (a) several surface positions with
different distance to the path of laser center, (b) the laser central with different depths to the
surface (laser power of 13 W ).

Fig. A.7a displays time evolution of relative crystallization rate at several surface
positions. Position 1 is located on the path of the laser beam center and positions 2-5 are
off the center. Relative crystallization rate at the center of the laser indicates a crystallisation
process slightly quicker than that at other surface positions. The maximum temperature is
observed at position 1 and promotes the nucleation phenomenon. Fig. A.7b displays time
evolution of relative crystallization rate at several depth positions below the path of the laser
beam center, the the crystallisation kinetics is quicker at deeper position because of lower
temperature.
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Figure A.8: Molten zone [156].

Two steps are necessary for estimating the crystallinity in a SLS process. It is
necessary first to determine whether the crystallization process is finished and make sure that it
it finished. It is then necessary to calculate the melting percentage in which the crystallization
takes place. As shown in Fig. A.8, only the edge part of the particle is melted and the
central part of the particle is not melted because energy supplied only melts the edge of the
particle. The crystallinity of the manufactured samples depends on how the melted polymer
crystallises and is also contributed by the non-melted particles incorporated in the samples. To
predict the crystallinity of the product, one must know the molten percentage in the product,
the polymer aging and the crystallisation process. Therefore, the heating recycles (heating
time, maximum temperature, and high temperature keeping time) and the cooling cycles
are important factors for predicting the crystallinity. According to the crystallinity isotherm
curves, 1600 s is needed to reach 100 % of relative crystallization rate. In experiments, the SLS
machine is kept for a time longer enough to finish the crystallization process. Therefore, the
crystallinity of the samples depends on the percentage of the non-melted polymer (Xnonmelted),
the corresponding melting enthalpy, the percentage of the melted polymer (Xmelted) and the
corresponding melting enthalpy [157]:

∆H = ∆H1Xmelted + ∆H2Xnonmelted (A.2)

where H1 and H2 are respectively the melting enthalpy of the melted and crystallised polymer
and the melting enthalpy of the non-melted polymer.

The percentage of the melted polymer corresponds, in the simulations, to the local
maximum liquid volume fraction. With the linear relationship fl(T ) = (T −Ts)/(Tl−Ts) where
Ts, the initial melting temperature, is equal to 471 K and Tl, the final melting temperature,
is equal to 487 K, fl is calculated in the simulations and the maximum during a SLS process
can be easily calculated. We have then

∆H = ∆H1fl + ∆H2(1 − fl) (A.3)

∆H2 is usually known for the virgin PA6 powder and equal to 68 J/g for PA6 powder and
∆H1 is usually unkown as it depends heavily on the cooling or crystallisation process. The
cooling process under a DSC is usually performed with 10 ◦C/min and the corresponding
∆H1 in the range from 34 J/g to 48 J/g according to the work of Ruggi [128]. But the ∆H1
corresponding to any SLS process is difficult to be obtained because the maximum of fl is for
most of the times different from 1.
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APPENDIX A. CRYSTALLIZATION ANALYSIS

As it is difficult to obtain ∆H1 of the samples and we do have access to ∆H of the
samples, one idea is to use Eq. (A.3) and the numerical prediction of fl maximum to estimate
H1.

A.3 Multi-sweep : single-layer and multi-layer cases

Figure A.9: Time evolution of relative crystallisation rate at the five surface positions in multi-
sweep and single-layer cases.

In a multi-sweep and single-layer case, crystallisation process is modeled for an energy
density of 1.7 J/cm2. Fig. A.9 illustrates the time evolution of relative crystallization rate
at the five surface positions: the curves are similar. The crystallization process ends at time
about 2500 s, this is longer than 1500 s obtained in a single-sweep and single-layer case.

Figure A.10: Time evolution of relative crystallisation rate in the 10-layer case.

The crystallization simulation in multi-sweep and 10-layer cases is performed for the
energy density of 1.7 J/cm2. Fig. A.10 shows time evolution of relative crystallisation at each
layer’s surface, the relative crystallization rate decreases from layer-1 to layer-8 and increases
slightly with layer-9 and layer-10. We see again that the crystallisation process becomes longer:
4500 s are necessary for finishing the crystallization.
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Appendix B

Laser beam with nσ = 0.7071

In the scattering section of Chapter 2, the photons’ initial distribution was following the
Gaussian relationship with nσ equal to 1. This photons’ initial distribution leads to a fraction
of 63.2 % of the laser power transmitted within the laser’s radius. This means that nσ = 1
defined a laser radius at 36.8 % of maximum. But the most used definition is the laser beam
radius at 1/e2 (13.5 %) of maximum. It means that 86.5 % of the laser power is transmitted
within the laser’s radius. This can be achieved with nσ = 0.7071.

After considering the scattering phenomenon by using nσ = 0.7071, we obtained
a new map of the absorbed photons’ final distribution, which indicates the region in which
the energy brought by the laser beam is absorbed in the powder bed. From the new map
we calculated the power distribution map and used data fitting to identify a similar but more
complex expression to the Beer-Lambert law:

Q = β1(1 − Re)P ( n

πb2 e− r2
b2 + c + az

πb2 e− 9r2
b2 )e−β1z (B.1)

where Q, the heating power of the laser beam, depends on the radial and vertical positions
(r, z), P is the power of the laser beam. The least square fitting allowed to identify the
parameters β1, a, b, c and n and obtain β1 = 11130 m−1, a = 9000 m−1, b = 1.82e − 4 m,
c = 0.93 and n = 0.877.

Fig. B.1 displays, in symbols, the absorbed power distribution of the scattering model
in the counting volumes and, in lines, that provided by the fitted model. Compared with
Fig. 3.5, the laser affected region is smaller: it is limited to the 21st counting volume. The
maximum absorbed power is higher in the nσ = 0.7071 case: for the first layer it is equal
approximately to 0.16 W while in the nσ = 1 case it is equal to 0.125 W . The power
absorbed by the first layer is equal approximately to 1.65 W in both cases.

In the following, we present briefly the main results obtained for a laser power of 15
with nσ = 0.7071 and reveal the differences compared with nσ = 1.

B.1 Single sweep case with laser beam of 15 W

Fig. B.2 shows the temperature profiles at several depth positions in a vertical plane normal to
the laser trajectory at time equal to 0.005 s in both and nσ = 1 cases, they concern the time
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APPENDIX B. LASER BEAM WITH Nσ = 0.7071

Figure B.1: Distribution of the absorbed power in the counting volumes for a laser beam radius
defined at 1/e2 (13.5 %) of maximum. The results of the scattering model and the fitted
analytical model are displayed for different vertical layers.

(a) nσ = 0.7 (b) nσ = 1

(c) nσ = 0.7 (d) nσ = 1

Figure B.2: (a) (b) Instantaneous temperature profiles at several depth positions in the vertical
plane normal to the laser trajectory at time = 0.0005 s. (c) (d) Numerical results of averaged
temperature in one camera pixel area centered about the trajectory of the laser axis.

evolution of both local temperature (Figs. B.2a and B.2b) and temperature averaged over one
pixel area of the IR camera (Figs. B.2c and B.2d). In the case of nσ = 0.7071, the maximum
local temperature at the laser center is equal to 521 K and the horizontal size of influence area
extends around 350 µm, while for nσ = 1 the maximum local temperature at laser center is
equal to 498 K and the influenced width is around 450 µm at 1nσ. Fig. B.3 shows the time
evolution of temperature averaged over one camera pixel area (460 µm × 460 µm) centered
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APPENDIX B. LASER BEAM WITH Nσ = 0.7071

about the laser axis with nσ = 0.7071 and nσ = 1. The averaged temperature is higher in
the case of nσ = 0.7071 because the laser power is more concentrated within the laser radius
with nσ = 0.7071 than with nσ = 1. Using nσ = 0.7071, the maximum local temperature is
increased while the horizontal influence area of the laser beam is decreased.

Figure B.3: Time evolution of temperature in one camera pixel area: comparison of the cases
with nσ = 0.7 and nσ = 1.

(a) Depth of the samples. (b) Width of the samples.

Figure B.4: Dimensions of the samples under single-sweep conditions: comparison of numerical
predictions with the measurements. Change from nσ = 0.7071 to nσ = 1 has very weak efffect
on sample dimensions.

Figs. B.4a and B.4b show the dimensions of the samples obtained with nσ = 0.7071
and nσ = 1. In the case of nσ = 0.7071, the sample depth is equal to 195 µ m, and the
sample width is equal to 480 µm. In the case of nσ = 1, the sample depth is equal to 190 µm,
and the sample width is equal to 500 µm. It can be concluded that the width and depth of
the samples are only modified slightly when nσ is decreased from 1 to 0.7071.

B.2 Multi-sweep case

We revisit by using nσ = 0.7071 the case 1 listed in Tab. 4.3 with the initial porosity of 0.3
and the preheating temperature of 465 K.
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APPENDIX B. LASER BEAM WITH Nσ = 0.7071

(a) At the laser tracks’ centers. (b) At the positions 1-5 between trac-3 and trac-4

(c) At different depth positions under trac-3

Figure B.5: Time evolution of temperature at various positions in the domain mid-width plane
(Case 1, nσ = 0.7071).

Fig. B.5 shows the temperature time evolution at different positions in the nσ =
0.7071 case: the 5 points from trac-1 to trac-5, the 5 points 1-5 (see Fig. 4.24 for details)
and 5 depth positions under trac-3. Compared with the case of nσ = 1 (shown in Fig. 4.25 in
chapter4), the maximum local temperature observed at the track center in the case of nσ =
0.7071 is 17 K higher. Fig. B.6 displays the time evolution of surface temperature averaged
over one pixel area of the IR camera for nσ = 0.7071 and nσ = 1 and the corresponding
measurement. The maximum temperature reached with nσ = 0.7071 is equal to 542 K while
for nσ = 1 it is equal to 542 K. The averaged temperature in one pixel area of the IR camera
is about 10 K higher in the case of nσ = 0.7071.

Figure B.6: Time evolution of temperature averaged over one camera pixel area.
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APPENDIX B. LASER BEAM WITH Nσ = 0.7071

B.3 Multi-layer case

As shown in Chapter 5, the time evolution of surface temperature is independent for each layer.
The effects of varying nσ from 1 to 0.7071 on temperature field remain the same: increase in
maximum temperature.

Figure B.7: Vertical profiles of porosity averaged in the x−y plane obtained with nσ = 0.7071
and the preheating temperature varying from 455 K to 465 K.

In terms of the porosity distribution for nσ = 0.7071, Fig. B.7 displays the vertical
profiles of porosity averaged in the x − y plane obtained with the preheating temperature
varying from 455 K to 465 K, while the initial porosity is kept to be equal to 0.3. Increasing
the preheating temperature promotes completing the coalescence process and decreases the
samples’ porosity. Compared with the porosity distribution obtained with nσ = 1 shown in
Fig. 5.27, the vertical distribution of the porosity averaged in the x−y plane for the preheating
temperature of 455 K and 460 K is similar to the results obtained with nσ = 1. It is only for
the preheating temperature of 465 K that the averaged porosity with nσ = 0.7071 decreases
to thelevel of 3% for the whole depth and that there is no longer the oscillatory profile.

In summary, the scattering model obtained with nσ = 0.7071 transmits within the
laser beam radius more power than the one obtained with nσ = 1. The numerical simulations
performed using the scattering model with nσ = 0.7071 confirm the conclusions drawn by using
the scattering model with nσ = 1. The maximum temperature is the most sensitive quantity
to the models used: the model with nσ = 0.7071 induces higher maximum temperature.
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