As a strongly correlated metal oxide, VO 2 inspires several highly technological applications. The challenging reliable wafer-scale synthesis of high quality polycrystalline VO 2 coatings is demonstrated on 4" Si taking advantage of the oxidative sintering of chemically vapor deposited VO 2 films. The semiconductormetal transition occurs as expected at 67°C from the pure monoclinic, M1, phase to yield a pure rutile phase. This transition comes with an abrupt electrical resistivity change exceeding three orders of magnitude and a narrow hysteresis, 3K, properties that are comparable to these of epitaxial or single crystal VO 2 .

Spatially resolved infrared and Raman analyses evidence the self-assembly of VO 2 disordered metamaterial, comprising monoclinic (M1 and M2) and rutile (R) domains, at the transition temperature region. The M2 phase mediates the M1-R transition in restricted areas. Short heating or cooling pulses are shown to reliably induce the coalescence/confinement of the metallic domains within the otherwise stable metamaterial. The degree of coalescence was triggered thermally with high precision to provide a reliable electrical switching with adjustable amplitude and profile.

Preface

This PhD thesis is dedicated to the physical chemistry of VO 2 and V 2 O 5 thin films and their synthesis through chemical vapour deposition. The research effort shed light at the aspects of VO 2 as a metamaterial and study the interplay of electric and optical properties occurring in this metamaterial region and proposing several innovative applications and proof of concepts. In addition, we report for the first time ever, the nature of thermochromic phenomenon occurring in V 2 O 5 , its mechanism and the cause of this behaviour. The work described in this thesis has been carried out at the materials research department in Luxembourg institute of Technology (LIST) with academic support from CIRIMAT lab at INP-Toulouse.

This thesis is a cumulative article based; the results and discussion are presented as articles that have been published in international peer-reviewed journals. Detailed introduction, literature review and a summary of the experimental work for both VO 2 and V 2 O 5 are presented. An extended abstract is provided in French as an annexe. With this work, I hope to highlight these amazingly responsive systems in a new and unconventional way, and that the outcomes of this research will be useful for future investigation.

C V Sunil Kumar
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Introduction

In strongly correlated electron systems, observed electronic and structural behaviours result from the complex interplay between multiple, sometimes competing degrees-of freedom. As a result, these 1,2 materials exhibit a variety of unusual behaviours, such as high-temperature superconductivity, colossal magneto resistance, exotic magnetic, charge and orbital ordering, and insulatorto-metal transitions. 1,2 Oxides of vanadium are typical strongly-correlated materials that have been widely-studied by theoretical and experimental condensed-matter and materials community for more than half a century. Among all the oxides of Vanadium, Vanadium di oxide (VO 2 ) and Vanadium pentoxide (V 2 O 5 ) are of particular interest and they enjoy a cult following in the research community and for good reasons. VO 2 and V 2 O 5 have been the materials of choice to understand fundamental exciting physics and were implemented for the cutting edge industrially relevant applications.
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Chapter 1 of the thesis deals with the basic structures, properties and background of VO 2 and V 2 O 5 followed by a brief review on some novel and unique functionalities of these materials. The naturally disordered metamaterial nature of VO 2 and its impact on the near infrared thermochromic behaviour combined with the concept of rewritable patterns is introduced. In case of V 2 O 5 ,

the study is mainly focused on the optical properties and visible thermochromism.

The tunability aspect of this property is investigated by different metal ion doping and through selective oxygen deficiency control.

Chapter 2 reviews the synthesis of VO 2 and V 2 O 5 by both wet chemical as well as physical vapour deposition, however special focus is given to the Chemical vapour deposition (CVD) synthesis of vanadium oxide through gas phase evaporation of metal organic precursors.

In depth details about the experimental aspects pertaining to this thesis are provided in chapter 3, whereas results and discussion are detailed systematically as journal publications in chapter 4.

The goal of this thesis is to draw the reader's attention away from the traditional and more often discussed aspects of VO 2 and V 2 O 5 and re-introduce these highly responsive and remarkable materials with a completely new perspective and outlook. The results of this research, many of which believed to be reported for the first time, further strengthen the fact that there is still a lot of untapped potential regarding these two materials.

Vanadium Di Oxide (VO 2 )

VO 2 belongs to the class of -smart material, 10 which generally responds to external temperature, electric or magnetic fields and/or pressure stimuli.

Therefore it has the capabilities of sensing, actuating, and switching, relying on an intrinsic property of the material. These external stimuli bring upon a phase transition in VO 2 , resulting in large variation of electrical and optical properties.

This phase transition is at the heart of VO 2 properties. Thin films and nanoparticles of VO 2 tend to survive the stress generated during repeated cycles of phase transition better than bulk crystals and are therefore suited for many device applications.
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As far as VO 2 is concerned, several crystalline temperature phases have been reported namely M1, T, M2 and R. The understanding of VO 2 and the metalinsulator transition is even more complicated due to the presence of these additional phases. They appear on application of uniaxial stress or on doping of VO 2 with small amounts of Cr, Fe, Al, or Ga of the order of few percent. A comprehensive phase diagram of Cr doped VO 2 is given by Pouget et al. [13][14][15] According to the authors, Cr-doped VO 2 on cooling from a high temperature R phase, enters the monoclinic M2 phase in a first order metal-insulator transition.

On further lowering of the temperature, transition proceeds to a triclinic T phase and finally followed by a first order transition to the monoclinic M1 phase. It is worth noting that the Cr concentration in the films was very low at 0.015%.

Later on, Pouget et al 16 demonstrated that both the M2 and T phases could be likewise stabilized by applying uniaxial stress. It was pointed out that the critical uniaxial stress needed for appearance of the M2 phase is very low, indicating that the difference in free energies of the M1 and M2 phases in pure VO 2 are extremely small. Therefore, M2 and the T phases must be interpreted as alternative phases of pure VO 2 whose free energies are only slightly higher than that of the M1 phase of the pure material. As a consequence, the M2 phase was regarded as a metastable modification of the M1 phase. In contrast, the T phase appears as a transitional state, which displays characteristics of both monoclinic phases.

M1 phase has been the most attractive owing its unique near room temperature insulator-to-metal phase transition and technological applicability. VO 2 M1

undergoes a metal-insulator transition to the rutile phase (VO 2 R) that occurred at 340 K and ambient pressure. 17 This transition is accompanied by an abrupt change in the resistivity over several orders of magnitude. To better understand this transition, several models have been proposed ranging from Peierls to Mott-Hubbard-type scenarios. All these models point out the role of lattice instabilities, electron-phonon interaction and electron-electron correlations. Yet, all these models are not enough to explain all the phenomena occurring in vanadium dioxide.

The large change in electrical resistivity and transmittance/reflectivity and optical properties during the semiconductor-to-metal (SMT) transition for VO 2 occurs closer to room temperature than any other commonly-known compound and can also be conveniently depressed to about room temperature by doping. 18 The SMT in VO 2 has triggered numerous suggestions and their subsequent realizations for technological applications. These include thermally activated VO 2 thin films and nanoparticles for optical switching, 19 resistive switching, 20 thermal relays and energy management for solar cells and glazing 21 ; and sensors and actuators. [22][23][24][25] VO 2 has also been proposed as the channel layer in field-effect transistors to produce Mott transistors. 26,27 VO 2 thin films also have potential applications in the millimetre-wave and microwave portions of the electromagnetic spectrum, 28 and have an even greater range of potential applications that are only beginning to be explored. VO 2 single-crystalline nanobeams have lately opened a whole new possibility of using switching nanowires with enhanced mechanical strength and stress-resistance. 29 A gas sensor application utilizing the SMT in VO 2 has also been realized recently. 30 In a much recent development it was discovered that Metallic VO 2 contradicts the Wiedemann-Franz Law 31 that holds that the ratio of the electronic contribution of the thermal conductivity (κ) to the electrical conductivity (σ) of a metal is proportional to the temperature. The thermal conductivity that could be attributed to electron movement was 10% of the amount predicted by the Wiedemann-Franz Law. The reason for this appears to be the fluidic way that the electrons move through the material, reducing the typical random electron motion. 32

Vanadium pentaoxide (V 2 O 5 )

V 2 O 5 is the saturated (highest oxidation state) oxide, and therefore the most stable one, in the V-O system. It crystallizes with an orthorhombic 33 From a chemical point of view, V 2 O 5 is an excellent catalyst 34 due to its rich and diverse chemistry that is based on two factors: the variety of vanadium oxidation states, ranging from 2+ to 5+, and the variability of oxygen coordination geometries. It is a brown/yellow solid, although when freshly precipitated from aqueous solution, its colour is deep orange. Due to its high oxidation state, it is both an amphoteric oxide and an oxidizing agent. This structural richness is related to the existence of differently coordinated oxygen ions which provide an important ingredient for controlling physical and chemical surface properties.

From the industrial perspective, it is the most important compound of vanadium, being principal precursor to alloys of vanadium and is a widely used industrial catalyst. 35 Another important use of vanadium (V) oxide is in the manufacture of sulphuric acid, an important industrial chemical with an annual worldwide production of 165 million metric tons in 2001, with an approximate value of US $8 billion. Vanadium (V) oxide serves the crucial purpose of catalysing the mildly exothermic oxidation of sulphur dioxide to sulphur trioxide by air in the contact process.

Due to its layered structure, V 2 O 5 is a promising material for energy storage systems and has a high ionic storage capacity. V 2 O 5 has drawn significant interest in the past decades for its use in several industrially important applications such as electro chromic devices, 37 Gas sensors, 38 and reversible cathode materials for Li + ion batteries. 39 Due to its high temperature coefficient of resistance (TCR), vanadium (V) oxide finds use as a detector material in bolometers and micro bolometer arrays for thermal imaging. 40 

SMT in Vanadium Oxides

Many vanadium oxides show SMT/MIT characteristics. These include VO 2 , V 2 O 3 and most of the magneli phases. 41,42 Figure 2 shows the electrical resistivity versus temperature for several oxides of vanadium, including VO 2 and V 2 O 3 .

While V 2 O 3 exhibits the highest order of change in resistivity, the low temperatures at which the SMT takes place make it a non-preferred choice for most of the real world applications. Therefore, VO 2 is the most appealing oxide of vanadium that can be exploited in real world conditions, because its SMT occurs closest to room temperature. In single crystals, the resistivity change reaches a factor of 10 5 over a temperature range of 0.1 K
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. Hysteresis associated with this transition is of about 2 K. The conductivity jump and the narrowness of the hysteresis loop are very good indications of how close the stoichiometry is to VO 2 . Small deviations destroy the sharpness of the transition and increase the hysteresis width. The crystalline state of the material has an influence too: polycrystalline material will have a broader transition than single crystals. The transition temperature also depends on the crystalline state and oxygen non-stoichiometry. As a rule, the SMT in VO 2 is to a certain degree suppressed in thin films as compared to single crystals.

Despite the many efforts made towards obtaining an understanding of their electronic behaviour, the vanadium oxides still pose many open questions. This fully applies to VO 2 as far as the nature of transition is concerned. Some authors related its phase transition to a Mott-Hubbard scenario, whereas others attributed it to electron-phonon coupling (a Peierls mechanism) on the basis of the crystal symmetry change. There are others who also state that the metal insulator transition in VO 2 has a combined nature, having the features of both Mott and Peierls transitions. The debate seems to be still unresolved. [44][45][46] : it is a metal insulator transition occuring by a quasi-one dimensional metal when it reaches the Peirls temperature T p . By quasi-one dimensional one must understand that there is a three dimensional metal where the atoms form chains in one direction that are responsible for the electric conductivity. • Above T p , the atoms are equally spaced with the lattice constant "a". Below T p , there is a distortion and as a result, the periodicity of the lattice doubles to 2a because of electron-phonon interactions in the conduction band.

Peierls transition

This process is called dimerization and happens spontaneously when the metal is cooled down.

In the case of a metal, the bands are only half filled. When the periodicity of the lattice doubles, the brillouin zone boundary also doubles, moving in to the point where the last filled state is . The filled states go to a lower energy and the empty ones to a higher. That process causes a gap in the dispersion relation at the Fermi energy using the perturbation theory. By undergoing that transition, the system gains electronic energy when atoms pair, but it has also a cost of elastic energy to perform the transition. Thus, it only takes place when there is more energy gained that it costs. When we go from rutile to monoclinic we observe a strong splitting of the 2 2 band into two narrow sub bands at the lower and upper edge of the t 2g group of bands. This is a consequence of the metal-metal dimerization. In addition to that, the V and bands are upshift because of the zigzag-like anti ferroelectric displacement of the vanadium atoms.

So, in the low-temperature M1 structure of VO 2 metal-metal dimerization split the 2 2 band into bonding and antibonding branches, whereas other states shift to higher energy due to reduced V-O distances. As a result, insulating state is interpreted as due to a Peierls-like instability of the 2 2 band in an embedding reservoir of electrons. This Peierls instability allows to explain both the destabilization of the rutile structure in terms of increased metal-metal bonding and the SMT. Even if the strong dimerization, as well as the non-magnetism suggest that VO 2 might be a typical case of Peierls insulator, several experimental works showed that minute amounts of Cr-substitutions, uniaxial stress applied to pure VO 2 lead to a new phase M2 in which only half of the Vatoms dimerize, while the others are contained in chains of equally spaced atoms that behave like spin ½ Heisenberg chains. The fact that this phase is also an insulating one suggests that VO 2 can be described also as a Mott-Hubbard insulator. Mott-Hubbard transition: [47][48][49][50] In this theory, the SMT is caused by the strong electron-electron correlation effects. At low temperatures the majority of electrons are localized in the crystal because of the strong electrostatic interaction that prevents them from moving.

Electron delocalization is not energetically favoured in Mott insulators compared to a state where electrons are localized in their own atomic states. The competition between the two states determines a critical value above which the crystal is metallic and insulating below. Hubbard introduced a model which gives a meaningful description to the two competing forces presented by Mott. The electron hopping process (which is the kinetic energy term) tends to delocalize the electrons into Bloch states and thus giving a metallic behaviour to the crystal. By contrast, the correlated electron-electron interaction tends to localize the electrons into their own atomic states thus making the crystal an insulator.

A critical question, so far unanswered, is whether the structural and electronic phase transitions in VO 2 occur congruently. For non-equilibrium phase transformations in thin VO 2 films, induced by ultra-short laser pulses, it was reported that the electronic SMT leads the Structural phase transition (SPT), 51 and that the SPT presents a kinetic bottleneck for the transition. It was also observed that for the shortest attainable excitation pulses, a coherent phonon associated with a breathing mode of the VO 2 lattice appears simultaneously with the SMT. 52 Ultrafast electron diffraction measurements on single-crystal VO 2 excited by femtosecond near-IR laser pulses demonstrated the existence of transitional structural states with lifetimes up to hundreds of picoseconds. 53 On the other hand, in the case of adiabatic, thermally induced phase transitions, Qazilbash et al. [START_REF] Qazilbash | Mott Transition In Vo2 Revealed By Infrared Spectroscopy And Nano-Imaging[END_REF] have recently reported an intermediate electronic state characterized by strongly correlated metallic nano puddles with properties distinct from those of the high temperature tetragonal metal. A recent study by Okimura et al [START_REF] Okimura | In Situ X-Ray Diffraction Studies On Epitaxial Vo2 Films Grown On C-Al2o3 During Thermally Induced Insulator-Metal Transition[END_REF] of temperature-dependent XRD on thin VO 2 films on sapphire (0001) substrates suggests the possibility that the M2 structure may be an intermediate state during phase transition. Micro-X-ray diffraction studies of epitaxial VO 2 on (1010) sapphire substrate evidence the existence of a monoclinic metallic phase.

Taken together, these observations indicate the possibility of local energy minima other than the M1 and R phases in the region of strong correlation.

VO 2 as a naturally disordered metamaterial

A metamaterial by definition is a material engineered to have a property that is not found in nature. They are made from assemblies of multiple elements fashioned from composite materials such as metals or plastics. The materials are usually arranged in repeating patterns, at scales that are smaller than the wavelengths of the phenomena they influence. Metamaterials derive their properties not from the properties of the base materials, but from their newly designed structures. Their precise shape, geometry, size, orientation and arrangement gives them their unique properties capable of manipulating electromagnetic waves: by blocking, absorbing, enhancing, or bending waves, to achieve benefits that go beyond what is possible with conventional materials.

Appropriately designed metamaterials can affect waves of electromagnetic radiation or sound in a manner not observed in bulk materials. [START_REF] Kshetrimayum | A Brief Intro To Metamaterials[END_REF] Those that exhibit a negative index of refraction for particular wavelengths have attracted significant research. 57 58 Potential applications of metamaterials are diverse and include optical filters, medical devices, remote aerospace applications, sensor for electromagnetic detection and, smart solar power management. [START_REF] Brun | Achieving Control Of In-Plane Elastic Waves[END_REF][START_REF] Guenneau | Acoustic Metamaterials For Sound Focusing And Confinement[END_REF] The phase changing nature of VO 2 has certainly drawn the interest of many research groups to investigate VO 2 's electrical and optical transitions to couple with existing metamaterial concepts to enhance and tune the exotic properties.

However, it was not until recently that VO 2 by itself was recognised as a naturally disordered metamaterial.
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In a narrow range of temperature, between the fully semiconducting and fully Later the same region of phase co-existence is also been referred to as monoclinic and correlated metal (MCM) by Kim et al. [START_REF] Kim | Temperature Dependence Of Mott Transition In Vo_2 And Programmable Critical Temperature Sensor[END_REF] and strongly co-related metal by M. M. Qazilbash et al. [START_REF] Qazilbash | Nanoscale Imaging Of The Electronic And Structural Transitions In Vanadium Dioxide[END_REF] The shaded region in figure 5 represents this state in VO 2 over a finite temperature range in the transition region.

Mikhail A. Kats et al. [START_REF] Kats | Vanadium Dioxide As A Natural Disordered Metamaterial: Perfect Thermal Emission And Large Broadband Negative Differential Thermal Emittance[END_REF] coins the term "naturally disordered metamaterial" and stated thatin this transitional state, the film comprises nanoscale structures of metallic-and insulating VO 2 , and the resulting effective medium behaves as a tuneable disordered metamaterial.

Nanoscale inclusions of the metallic phase emerge in the surrounding insulatingphase VO 2 , which grow and connect in a percolation process, eventually leading to a fully metallic state at the end of the transition. These metallic inclusions are much smaller than the scale of the wavelength at infrared frequencies (> 800 nm), and thus VO 2 can be viewed as a natural, reconfigurable, disordered metamaterial with variable effective optical properties across the phase transition.

This metal-dielectric phase co-existence within the phase transition results in widely tuneable optical properties; in fact, the naturally occurring nanoscale structures in the SMT region can be viewed as a reconfigurable disordered metamaterial. The SMT has been utilized for optical switching.

The metamaterial region or the region of phase co-existence opens new opportunities to investigate VO 2 in a new perspective. The plethora of interesting physics that VO 2 offers makes it an ideal system for more exotic applications that have not been fully explored yet. This thesis aims to shed light at the aspects of VO 2 as a metamaterial and study the interplay of properties occurring in this metamaterial region like thermally triggered electrical switching and the ability to tune the hysteresis amplitude by selective temperature inputs within the hysteric region ultimately leading to control and stabilise the system at highly insulating or conducting phase at the same temperature by employing restrictive temperature modulation. 

Chromic properties of Vanadium Oxides

Vanadium oxides are popular not just for the host of exciting structural and electrical properties that they offer, but also due to the numerous changes occurring in the optical properties. Using the same principle of changing the temperature of VO 2 in the vicinity of SMT, it was observed that there exists a certain region where the metallic inclusions form a specific order through which VO 2 undergoes perfect thermal emission and large broadband negative differential thermal emittance.
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Geometries incorporating VO 2 with optical resonances in the infrared is promising for a wide array of applications calling for tunable infrared emissivity, narrowband perfect blackbody like emission (figure 6b), negative differential thermal emittance, emissivity hysteresis, or some combination thereof. By controlling the temperature inputs, tunable emissivity coatings can be produced that can change their thermal emissivity to any value between 0 and 1 instantaneously for extended periods, this kind of precise control in emissivity is incredibly useful for solar selectivity and thermal management in space applications. As another example from the work as part of this thesis shown in figure 7, the controllable emittance can be utilized to make a rewritable infrared ''blackboard'' by keeping the entire sample at the phase-transition temperature and using a cold or hot probe (such as a laser beam or soldering iron) to ''write'' patterns by thermally induced localized change of emissivity. These persistent patterns could be viewed with a thermal camera but would otherwise be invisible. A digital version of this device can be used as a rewritable infrared identification tag.

These patterns or images show in figure 7 "written" on VO 2 also act as dynamic conducting pathways in a highly resistive semiconducting matrix. This opens up a whole new way of utilizing reversible patterning and also in designing variable Meta structures and their investigations for exotic applications that are only limited to one's imagination.

V 2 O 5 on the other hand also exhibit interesting chromogenic properties like electrochromism and photochromism. Electrochromism [START_REF] Lu | Mechanism Of Electrochemical Deposition And Coloration Of Electrochromic V2o5 Nano Thin Films: An In Situ X-Ray Spectroscopy Study[END_REF][START_REF] Liu | Electrochemical And Electrochromic Properties Of Novel Nanoporous Nio/V2o5 Hybrid Film[END_REF] is the phenomenon displayed by some materials of reversibly changing colour by using bursts of charge to cause electrochemical redox reactions in electrochromic materials. Due the layered structure, V 2 O 5 easily accommodates guest ions with a consequent perceptible colour change from Yellow to Blue. This is reversed by applying voltage in the reverse polarity. The process however is not instantaneous. turns blue-black upon irradiation due to photo reduction of V 5+ , and this effect is confirmed to be irradiation-induced and not heat-induced. However, the irradiation time is around 10 min and to retrieve the initial conditions the oxide must be annealed at 400 o C in air.

Thermochromism, the property of changing the colour due to the variation in temperature is quite sought after for its various industrially relevant applications.

While many metal oxides exhibit thermochromism, the exact mechanism of this reversible transition was not understood completely. V 2 O 5 was also never mentioned as thermochromic material until now. In this thesis, we report the nature of thermochromic transition occurring in V 2 O 5 , its mechanism and the cause of this behaviour. Therefore, tuning of thermochromic nature was achieved for V 2 O 5 coatings. Through understanding the fundamentals of thermochromism in V 2 O 5 we believe, the same can be applied to all thermochromic binary oxide systems in general.

Synthesis of Vanadium Oxide films

In this section, we concentrate on the different techniques and chemistries used to grow both V 2 O 5 and VO 2 films. V 2 O 5 is thermodynamically the most stable oxide among all other vanadium oxides and is quite straight forward to synthesize. Hence its growth conditions are widely reported and can be generally described as oxidation of VOx films in oxygen atmosphere or ambient air.

However, V 2 O 5 films are much sought after for wide variety of application as previously mentioned. Therefore, much of the research on V 2 O 5 is devoted to obtaining specific film properties like crystallinity, morphology and microstructure for its intended applications.

Contrary to V 2 O 5 , VO 2 needs special mentions for being quite challenging to grow as device grade films or coatings which offers excellent and reliable performance without degrading over time and oxidizing into other oxides or form a mixed oxide phase. The narrow window of thermodynamically favourable conditions that are required for VO 2 films imply a strict control over the process conditions.

A brief literature review of the most common fabrication techniques for VO x synthesis is provided in this section. Precise control over the purity and the phase of the film is difficult as vanadium oxide forms several stable oxides such as VO, V 6 O 13 , V 3 O 5 , V 4 O 7 etc. The phase diagram (figure 9) of vanadium oxide system shows the possible occurrence of nearly twenty stable vanadium oxide phases.

The existence of these competing oxide phases offers particular challenge to the growth of both bulk and thin films of VO 2 . Due to the multi valence state characteristics of the vanadium ions, oxygen stoichiometry has been also observed to significantly influence phase formation and the properties of the resulting vanadium oxides. With different fabrication conditions, different phases

of vanadium oxides including V 2 O 3 , [V n O 2n-1 (Magneli phase)], VO 2 , [V n O 2n +1
(Wadsley phase)] and V 2 O 5 phases may co-exist in the thin film. 

Sol-Gel Technique.

The sol-gel method has been widely employed for depositing VO 2 films because of its many advantages, such as low cost, large area deposition, and the ease of metal-doping. The sol-gel process is a wet-chemical technique for the fabrication of materials (typically a metal oxide) starting from a chemical solution containing colloidal precursors (sol). Typical precursors are metal alkoxides and metal chlorides, which undergo hydrolysis and polycondensation reactions to form a colloid, a system composed of solid particles (size ranging from 1 nm to 1 μm) immersed in a solvent. [START_REF] Pierre | Introduction To Sol-Gel Processing[END_REF][START_REF] Segro | Handbook Of Sample Preparation[END_REF][START_REF] Grosso | The Sol-Gel Handbook[END_REF] The sol then evolves towards the formation of an inorganic network containing a liquid phase (gel). Formation of a metal oxide involves connecting the metal centers with oxo (M-O-M) or hydroxo (M-OH-M) bridges, thereby generating metal-oxo or metal-hydroxo polymers in solution, which is then deposited on a substrate or cast in a specific container or used to synthesize powders. The sol-gel approach is an inherently low temperature technique that allows for the fine control on the product's chemical composition, as even small quantities of dopants, can be introduced in the sol directly, which gets transferred on the films upon subsequent coating method. [START_REF] Brinker | [END_REF][START_REF] Sladkevich | Sol-Gel Methods For Materials Processing[END_REF][START_REF] Pierre | Introduction To Sol-Gel Processing[END_REF][START_REF] Hirashima | Sol-Gel Processing And Applications[END_REF][START_REF] Wheeler | Handbook Of Sol-Gel Science And Technology[END_REF] The precursor sol in case of VO 2 is generally deposited on the desired substrate to form a film (e.g. by dip-coating or spin-coating with a solution of vanadium isopropoxide, VO(OC 3 H 7 ) 3 diluted in an alcohol, (e.g., ethanol or isopropanol), and then a subsequent annealing process in a reducing atmosphere. A drying process serves to remove the liquid phase from the gel thus forming a porous material, and then a thermal treatment (annealing) may be performed in order to favour further crystallization and densification. The precursor sol in case of VO 2 is generally deposited on the desired substrate to form a film (e.g. by dip-coating or spin-coating). The inorganic sol-gel method using V 2 O 5 as the precursor was demonstrated by Dachuan et al. [START_REF] Dachuan | Vanadium Dioxide Films With Good Electrical Switching Property[END_REF] According to Livage et al [START_REF] Livage; Guzman | Optical Properties Of Sol-Gel Derived Vanadium Oxide Films[END_REF] vanadium oxide gels can be synthesized either via the acidification of aqueous solutions of vanadates, for e.g. NaVO 3 or via the hydrolysis of vanadium oxo-alkoxides, VO(OR) 3 . Application oriented VO 2 films have been made using sol-gel process by several groups. [START_REF] Chae | Highly Oriented Vo[Sub 2] Thin Films Prepared By Sol-Gel Deposition[END_REF][START_REF] Chen | Behind The Colour Switching In Gasochromic Vo2[END_REF][START_REF] Liu | Si-Al Gel Nanocomposite Thermochromic Smart Foils: Largely Enhanced Luminous Transmittance And Solar Modulation[END_REF] C.B. Greenberg introduced this process for making VO 2 as the gelation-hydrolysis method. [START_REF] Greenberg | Undoped And Doped Vo2 Films Grown From Vo(Oc3h7)3[END_REF] It has since been found that using the equivalent n-propoxide vanadium compound gives VO 2 also, and it is likely that a wide variety of organometallics and solvents can be used, since the final oxidation state of the vanadium ion depends on the pyrolysis conditions in air rather than the starting material.

Sputtering

Sputtering, in its many forms, is the most common physical vapor deposition process [START_REF] Thornton | Plasma-Assisted Deposition Processes: Theory, Mechanisms And Applications[END_REF] for growing vanadium dioxide thin films. Vanadium dioxide thin films were first grown by reactive sputtering in 1967 by Fuls, Hensler and Ross of the Bell Telephone Laboratories. [START_REF] Fuls; Hensler; Ross | Reactively Sputtered Vanadium Dioxide Thin Films[END_REF] They made their films by reactive ion-beam sputtering of a vanadium target in an argon-oxygen atmosphere. Other enhanced sputtering methods used to facilitate the deposition process include RF and DC sputtering and magnetron sputtering. The advantages of sputtering processes are film uniformity, scalability to larger substrate sizes and efficiency of deposition compared to the other methods. The simplest form of sputtering involves a diode sputtering by energetic ions (usually argon ions) from gas-discharge plasma bombarding a target that forms the cathode for the discharge. Target atoms bombard the substrate (the anode), forming a coating. These sources feature a magnetically assisted discharge, in which a permanent magnet defines lines of magnetic flux perpendicular to the applied electric field from the DC or RF source, and is thus parallel to the surface of the target. The magnetic field concentrates and intensifies the plasma, in the space immediately above the target, by trapping of electrons near the target surface. This magnetron effect results in enhanced ion bombardment by the Ar ions, and thus much higher sputtering rates for both DC and RF discharges. After the first experiments in VO 2 deposition by reactive sputtering, and further analysis of those samples by Rozgonyi and Hensler, [START_REF] Rozgonyi | Structural And Electrical Properties Of Vanadium Dioxide Thin Films[END_REF] both RF and DC reactive sputtering were studied by Duchene et al. [START_REF] Duchene; Terraillon; Pailly | Reactive Sputtering For Crystalline And Amorphous Vo2 Thin Film Deposition[END_REF] Similar results were obtained in both cases, but since RF sputtering was more suitable for depositing insulating oxides and had the abovementioned advantages over DC sputtering, it became the preferred method for VO 2 deposition. To standardize the fabrication of VO 2 thin films by sputter deposition, numerous studies have detailed the influence of sputter deposition parameters, like temperature, oxygen partial pressure, plasma emission ratio of oxygen and vanadium, etc. on the structure, optical and electrical properties of the deposited VO 2 .

Pulsed Laser Deposition (PLD)

Pulsed Laser Deposition (PLD), another physical vapor deposition technique, is a comparatively recent inclusion in the world of thin film depositions, and is extensively used in oxide growth. In PLD a high power pulsed laser beam is focused on a target of the desired composition inside a ultra-high vacuum (UHV) chamber. Material vaporized from the target is deposited as a thin film on a substrate, for example Si wafer, facing the target. This process can occur in ultrahigh vacuum or in the presence of a background gas, such as oxygen which is commonly used when depositing oxides. nanoparticles and thin films on the SMT, where the films and nanoparticles were grown by PLD. They showed that the width and shape of the hysteresis is determined by the competing effects of crystallinity and grain size. Recently, insitu studies of the initial growth phase of vanadium dioxide films using synchrotron-based X-ray diffraction were reported in detail by Pauli et al. [START_REF] Pauli | X-Ray Diffraction Studies Of The Growth Of Vanadium Dioxide Nanoparticles[END_REF] They showed that films grown at room temperature are basically amorphous and only crystallize into the VO 2 phase upon thermal annealing at 420 o C in a background of O 2 , with the nano-sized islands sometimes having a preferential orientation depending on the match with the substrate crystallography. This leads us to the discussion of hetero-epitaxial growth of VO 2 on substrates which have good lattice match with that of VO 2 thin films.

Atomic layer Deposition

Atomic layer deposition involves self-limited surface reactions for the growth of metal oxide by sequentially exposing the surface to metal and oxygen sources one after the other. ALD of vanadium oxides was first studied for catalytic applications and for Li-ion batteries. In these cases, V 2 O 5 was the phase of interest. 

Chemical vapour deposition CVD

Chemical vapor deposition (CVD) is a common industrial process for depositing high quality and high-performance thin films. In a typical CVD process, the wafer (substrate) is exposed to one or more volatile precursors, which react and/or decompose on the surface to produce the desired deposit. Volatile by products are removed by gas flow through the reaction chamber.

Precursor selection

Precursor choice is a main factor in determining the chemistry of the films obtained by CVD and given below are a non-exhaustive list of commonly used precursors and process conditions used by various authors to grow vanadium oxide films. was also reported starting from the reaction of VOCl 3 with water vapor at 650°C.

Inorganic Vanadium Compounds

Vanadium Beta-diketonates Compounds

Metal acetylacetonate solutions like V(acac) 3 and VO(acac) 2 , were intensively investigated for CVD processes under atmospheric and reduced pressures.

Vernardou et al. 110 noted the formation of VO 2 using VO(acac) 2 in methanol at 450°C.The reaction of VO(acac) 2 with molecular oxygen under PECVD conditions has allowed the growth of highly oriented V 2 O 5 thin films at temperatures as low as 200°C. 111 The use of a vanadyl acetylacetonate precursor, VO(acac) 2 , with ethanol at growth temperatures from 525 to 530°C results in VO 2 . 112,113 The reaction of VO(acac) 2 with molecular oxygen at 500°C 114,115 results the formation of crystalline V 2 O 5 .

Vanadium Alkoxide Compounds

Vanadium alkoxides 116,117 have been reported as efficient single-source precursors for the synthesis of vanadium oxide films. 

Experimental

The experimental aspects of this research are presented in this section. We discuss the thin film deposition techniques, starting with the basics of chemical vapour deposition and then discuss the Vanadium oxide film synthesis performed on the custom-built reactor nicknamed "sputnik" followed by the industrial scale reactor named MC200 and finally about ALD.

Followed by thin film characterisation techniques used primarily in the analysis of purity, morphology and the SMT behaviour of various vanadium oxide phases obtained. These include X-ray diffraction (XRD), Raman scattering, profilometer, electrical sheet resistance measurements and Scanning electron microscopy (SEM). Followed by the discussion on characterizing the SMT and thermochromic properties of VO 2 and V 2 O 5 by optical methods using UV-VIS spectroscopy and Infrared imaging by thermal camera. 

Film Deposition techniques

Growth mechanisms

During deposition, adatoms interact with the substrate surface and/or with others adatoms. The strength of interactions defines the growth mechanism of the films, figure 10 shows a schematic of all the models described below.

Volmer-Weber (Island Model)

Three-dimensional growth occurs when adatoms interact preferentially with each other than with the surface. This results in the formation of adatom clusters or islands leading to the growth of rough films over the substrate surface.

Van Der Merwe (Layer by layer model)

Two-dimensional growth occurs when adatoms attach preferentially to the surface sites resulting to the growth of thin-films via layer by layer mechanism (a homogeneous film is formed prior to the growth of any subsequent layer).

Stransky-Krastanov Mechanism (Mixed Model)

A last growth mode involves both Wolmer-Weber and Van der Merwe mechanisms A two-dimensional growth occurs until a critical layer thickness (depending on the surface energy, the lattice parameters of both substrate and film…) is reached. Then, the three-dimensional growth takes place. The first step of a theoretical analysis is to ensure that the desired CVD reaction will take place. This will happen if the thermodynamics is favourable, that is if the transfer of energy-the Gibbs free energy change of the reaction (∆Gr) is negative. To calculate ∆Gr, it is necessary to know the thermodynamic properties of each component, specifically their free energies of formation (also known as Gibbs free energy), ∆Gf. The following equation expresses the relationship:

∑ ∑

The free energy of formation is not a fixed value but varies as a function of several parameters which include the type of reactants, the molar ratio of these reactants, the process temperature, and the process pressure. The following equation represents this relationship:

Where ∆G f is standard free energy of the formation of species, R is the gas constant and T is absolute temperature and K is the equilibrium constant.

As thin films grow, they follow the Gibbs free energy principle. The free energy rule states that the total free energy of a system decreases with increasing size of particles. This leads to the growth pattern described in the figure 11. First, particles nucleate. Next, the individual nuclei grow. As they increase in size, the individual nuclei begin to impinge on each other. The overall system lowers the free energy through coalescence. As growth continues, the remaining area forms channels, leading to a continuous film. The sequence of events during a CVD reaction is are as follows:

 Precursor gases input into the chamber by pressurized gas lines. Precursor flow rate limits the deposition when nearly all the reactant is consumed in the chamber. The flow rate is more important for a hot wall reactor since the heated walls will decompose a large amount of the precursor. Cold wall reactors tend to have higher deposition rates since the reactants are not depleted by the walls. A plot of growth rate versus temperature, known as an Arrhenius plot, can be used to determine the rate limiting step of a reaction (Figure 12a). Mass transport limits reactions at high temperatures such that growth rate increases with partial pressures of reactants, but is constant with temperature (Figure 12b). Surface reaction kinetics dominates at low temperatures where the growth rate increases with temperature, but is constant with pressures of reactants. Feed rate limited reactions are independent of temperature, since it is the rate of gas delivery that is limiting the reaction. The Arrhenius plot will show where the transition between the mass transport limited and the surface kinetics limited growth occurs in the temperature regime.


In CVD, the reactor configuration also plays a vital role in determining the type of films that one would want to grow. [5] A reactor is a chamber made of a material that does not react with the chemicals being used. It must also withstand high temperatures. This chamber is composed by reactor walls, liner, a susceptor, gas injection units, and temperature and pressure control units. Usually, the reactor walls are made from stainless steel or quartz. Ceramic or special glasses, such as quartz, are often used as the liner in the reactor chamber between the reactor wall and the susceptor. A substrate sits on a susceptor which is at a controlled temperature.

In a hot-wall CVD, entire chamber is heated as depicted in figure 13 (a). This may be necessary for some gases to be pre-cracked before reaching the wafer surface to enhance their reactivity. Reactors can be constructed either vertically or horizontally and the configuration is decided based on the desired nature of flow. However, reactions usually occur on the walls, and, in most cases, the fraction of the surface area of the reactor covered with deposit can vary and lead to problems when reproducing deposition conditions. In addition, homogeneous gas-phase reactions in the heated gas can occur, which can lead to reduced deposition rates, particle formation and loss of selectivity. For these reasons, hotwall reactors are used primarily at the laboratory scale to study a given precursor for CVD. They are also used to determine reaction-product distributions because the large heated surface area can consume the precursor completely and provide high yields of the reaction products.

Another type of reactor used to carry out MOCVD is a cold-wall reactor. Where the substrate is supported by a pedestal which acts as a susceptor. The pedestal/susceptor is the primary origin of heat energy in the reaction chamber.

Along with the susceptor, the walls of the column are heated to prevent precursor condensation, without impacting the film growth. In contrast the hot wall reactor, the walls of the reaction chamber in a cold-wall reactor are typically made of quartz which is largely transparent to the electromagnetic radiation. The reaction chamber walls in a cold-wall reactor in figure 13 (b), however, may be indirectly heated by heat radiating from the hot pedestal/susceptor, but will remain cooler than the pedestal/susceptor and the substrate the pedestal/susceptor supports. 

The "sputnik" CVD Reactor

For this work, thin films of VO 2 and V 2 O 5 were primarily grown using a custom built MOCVD reactor nicknamed the "Sputnik" with direct liquid injection using a programmable injectors for the precursor delivery. The reactor as shown in figure 

The Annealsys MC200

The MC200 is an industrial grade MOCVD reactor based on DLI technique. It has several additional benefits compared to the small-scale reactor mentioned above.

Some key advantages of the MC200 are as follows.

 Large area of deposition, up to 8" wafers.

 Distance from the substrate and the injection can be varied. This helps in optimizing the film characteristics.

 Ability to introduce sample rotation, to aid in better uniformity of the films.

 Can reach significantly lower pressures (10 15, displaying all the vital entities of the MOCVD reactor, a photograph of the reactor in full is show in figure 16. 

Atomic Layer Deposition (ALD)

Atomic Layer Deposition (ALD) is a thin film deposition method in which a film is grown on a substrate by exposing its surface to alternate gaseous species (typically referred to as precursors). 122,123 In contrast to chemical vapour deposition, the precursors are never present simultaneously in the reactor, but they are inserted as a series of sequential, non-overlapping pulses as shown in figure 17. In each of these pulses the precursor molecules react with the surface in a self-limiting way, so that the reaction terminates once all the reactive sites on the surface are consumed.

The primary advantages of ALD are all derived from the sequential, selfsaturating, gas-surface reaction control of the deposition process. Firstly, the conformity of ALD-deposited films is often the critical factor in choosing ALD over competing deposition techniques such as CVD or sputtering. Conformity of high aspect ratio and three dimensionally-structured materials is made possible by its self-limiting characteristic, which restricts the reaction at the surface to no more than one layer of precursor. With sufficient precursor exposure times, the precursor can reach into deep trenches, allowing for complete reaction with the entire surface. Subsequent cycles allow for uniform growth on high aspect ratio structures, whereas CVD and PVD may suffer from non-uniformity due to faster surface reactions and shadowing effects, respectively.

Process and coating properties

Excellent adhesion: Chemisorption of precursors with the surface provides excellent adhesion.

Saturation: Self-terminating surface reactions enable automatic processing and eliminate the need for over-precise dosing and continuous operator attendance.

Sequential: Digital-like sequential growth provides excellent accuracy without the need for extensive in situ feedback or operator attendance.

Surface-controlled reactions: Surface reactions enable unconditionally conformal coatings, regardless of if the substrate is dense, porous, and tubular, a powder or otherwise complex in shape.

Precise and reliable: Film growth thickness during a single ALD cycle is process specific, but typically about 1 Å (0.1 nm).

Thin, dense, and smooth: ALD enables depositing layers less than one nanometre in thickness.

Synthesis of VO 2 films

Case I (Sputnik) Substrates were allowed to cool to room temperature in nitrogen atmosphere under vacuum before withdrawing from the chamber and no post deposition annealing was performed. All the samples were handled in air after deposition.

Thin

Case II (MC200)

Films of vanadium oxide were deposited on silicon substrates using direct liquid injection MOCVD (MC200 from Anneal Sys), which is a stagnation point-flow warm-walled reactor. Cyclohexane solution containing 5x10 -3 mol/l of vanadium (V) oxy-tri-isopropoxide was used as a single-source precursor, which was maintained under nitrogen atmosphere at room temperature before its injection into the evaporation chamber at a frequency of 2 Hz and an adjusted opening time to reach a feeding rate of 1 g/min. The pressure and temperature of the evaporation chamber were maintained at 0.6 mbar and 200°C during deposition respectively, whereas the walls of the reactor were maintained at 200°C. During the growth, 500 sccm of nitrogen carrier gas was introduced alongside the precursor injection and the total pressure of the reactor was automatically regulated at 0.6 mbar. The substrate is maintained at 600 o C during the 2 hours of deposition and the subsequent heat treatments.

Furthermore, an hour-long annealing was performed at 600°C right after the deposition under oxygen partial pressure of 1x10 -2 mbar. The sample is then further subjected to annealing at the same temperature under vacuum (~ 0.6 mbar) acting as a reducing atmosphere for 4 hours, after which the chamber is allowed to cool down. All depositions were carried out on 4-inch silicon wafers without removing the upper native oxide layer that might act as a barrier.

Samples were later cut into smaller pieces for analysis purposes. Uniform, high quality VO 2 films were observed throughout the wafers in a homogeneous manner.

Synthesis of V 2 O 5 films

V 

Post deposition thermal treatment

After VO x deposition, samples were allowed to cool till room temperature in argon atmosphere at low pressure before withdrawing from the chamber. Further handling of the samples was carried out under ambient atmosphere. Post deposition annealing was performed under ambient air at 300-580 o C. The annealing time was adjusted to allow a complete oxidation from VO x to V 2 O 5 .

While 10 min were sufficient for oxidation at 550 o C, significantly longer times were required at lower temperatures; this can be explained by simple temperature dependent oxidation kinetics.

Atomic layer deposition of Al 2 O 3 on V 2 O 5 coatings.

V 2 O 5 has a layered structure with a large affinity towards accommodating guest molecules between the interlayer spaces. This property of V 2 O 5 has made it an ideal candidate for many applications like gas and humidity sensing, energy storage and catalysis. To prove that thermochromism in V 2 O 5 is an intrinsic property, and that it does not depend on the atmospheric conditions, we isolated the coatings from ambient atmosphere. The passivation was performed using the established ALD of Al 2 O 3 . All the samples were coated with a 20 nm of Al 2 O 3 oxide. In addition to encapsulation, Al 2 O 3 would also act as a protection layer by making V 2 O 5 scratch resistant and prevent from aging via a change of the oxygen deficiency.

ALD of Al 2 O 3 was performed using the sequential introduction of Trimethylaluminum (TMA) and water. The pulse times for each reactant were adjusted to 40 ms with a 15-sec purge in between each pulse. The rather large pulse and purge times were chosen to achieve complete conformal coverage over the film. ALD was carried out at 120 o C under partial pressure of 2 mbar and Argon was used as the carrier gas at a flow rate of 50 sccm.

Thin film characterisation techniques 3.2.1 Scanning electron microscopy (SEM).

The scanning electron microscope (SEM) 124,125 uses a focused beam of highenergy electrons to scan the surface. This electron beam is produced at the top of the column, accelerated downward and passed through a combination of lenses and apertures to the sample. The sample is mounted on a stage in the chamber area and, both the column and the chamber are evacuated by a combination of pumps. Charging effect [126][127][128] -When the number of incident electrons is greater than the number of electrons escaping from the specimen, then a negative charge builds up at the point where the beam hits the sample. This phenomenon is called charging and it causes a range of unusual effects such as abnormal contrast and image deformation and shift. Sometimes a sudden discharge of electrons from a charged area may cause a bright flash on the screen. These make it impossible to capture a uniform image of the specimen and may even be violent enough to cause small specimens to be dislodged from the mounting stub. The level of charge will relate to (1) the energy of the electrons and (2) the number of electrons. The energy of the electrons is related to the kV (i.e. high kV = high energy) so reducing kV can reduce charging. The number of electrons relates to many parameters including, beam current, the emission level of the gun, the spot size, and the apertures between the gun and the specimen. So reducing the current density by adjusting these parameters can also reduce charging.

In scanning electron microscopy, x-rays are emitted when the electron beam displaces an inner shell electron that is replaced by an outer shell electron.

129-131

Because each element has a unique energy difference between outer and inner electron shells, the x-rays that are detected yield elemental identification. The atoms are ionized by the primary electron beam leading to holes generated on the core shells; following ionization the electrons from outer shells fill the holes and cause the emission of X-ray fluorescence lines. The characteristic X-ray lines are named according to the shell in which the initial vacancy occurs and the shell from which an electron drops to fill that vacancy. Electron dispersive spectrum (EDS) data can be obtained at a point, along a line or mapped over an area. VO 2 films were studied by EBSD to map the texture, phase distribution and the crystallographic orientation of the domains. Temperature dependent imaging was also performed in the anticipation to distinguish between the room temperature M1 and high temperature R phase along with the intermediate M2 phase.

However, as shown in the figure 22, VO 2 films featured just the "R" phase throughout. This observation could be attributed to the intrusive character of electron beam, which facilitates SMT switches the area under exposure to R phase, thus making the analysis inconclusive.

Profilometer.

Profilometer is used to measure a surface's topography in terms critical dimensions as step, curvature, flatness. A diamond stylus is moved vertically to touch the surface and then moved laterally across the sample for a specified distance. A force feedback enables operating at the specific contact force. While it provides height in Z resolution, a profilometer is sensitive to contamination and might be destructive on soft surfaces. To measure the thickness of the films, a small scratch is made on the surface of the film and the profile of the film is scanned across the scratch. Since the film is deposited in Silicon substrates, due the difference in the hardness value in the Moh's hardness scale [135][136][137] of both silicon (7) and steel razor (5.5), a scratch made by a steel razor would remove the VO x films but not the underlying silicon surface. Hence the film thickness is calculated by measuring the step height of the scratched surface (figure 25). This offers a very simple way to measure film thickness without the use of complex models that are usually needed for ellipsometry measurements. 

X-Ray Diffraction (XRD)

The origin of X rays: In November 1895, Wilhelm Rontgen discovered X-rays while working at the University of Wurzburg, Germany. Rontgen was investigating cathode rays in different types of evacuated glass tubes and trying to determine their range in air. He noticed that while the rays were being produced, a screen coated in fluorescent barium platinocyanide would glow. He was intrigued because the screen was too far from the tube to be affected by the cathode rays.

He assumed unknown rays, X-rays, were being emitted from the walls of the tube while the cathode ray tube was running. To his amazement, Rontgen found that the rays could pass straight through his hand and cast shadows of his bones on the fluorescent screen. He spent several weeks privately investigating the rays before publishing his results at the end of the year.

Rontgen's paper described many of the properties of X-rays. He showed that they were:

 Very penetrating and were able to pass through materials that are opaque to visible light.

 Invisible to the human eye.

 Would cause many types of material to fluoresce and could be recorded on photographic paper.

They were named 'rays' because they moved in straight lines like visible light.

Using X-rays as an analytical tool:

The Bragg father and son duo explained that an X-ray which reflects from the surface of a substance has travelled less distance than an X-ray which reflects from a plane of atoms inside the crystal.

The penetrating X-ray travels down to the internal layer, reflects, and travels back over the same distance before being back at the surface. The distance travelled depends on the separation of the layers and the angle at which the X-ray entered the material. For this wave to be in phase with the wave which reflected from the surface it needs to have travelled a whole number of wavelengths while inside the material. Bragg expressed this in an equation now known as Bragg's Law:

138,139

When λ is the wavelength of the X-ray, n is an integer (1, 2, 3 etc.) The reflected waves from different layers are perfectly in phase with each other and produce a bright point on a piece of photographic film. d is the interatomic distance and the angle of diffraction is θ. A visual representation of Bragg's law is shown in figure 26. The x-ray diffraction pattern of a pure substance is, therefore, like a fingerprint of the substance. The powder diffraction method is thus ideally suited for characterization and identification of polycrystalline phases. The geometry of an X-ray diffractometer as shown in figure 27 a is such that the sample rotates in the path of the collimated X-ray beam at an angle θ while the X-ray detector is mounted on an arm to collect the diffracted X-rays and rotates at an angle of 2θ. The instrument used to maintain the angle and rotate the sample is termed a goniometer. Within the scope of the current study of Vanadium oxide films XRD technique plays a vital role in determining whether the as grown films feature a pure, or mixed phase oxides.

Measurements can also be performed at controlled temperatures using a specially designed temperature cell, which allows for programmable temperature profiles. Figure 27 b shows the temperature cell used in this study.

Temperature dependent XRD of VO 2 films give information regarding the structural phase transition of VO 2 and the reversible nature of the transition.

Figure 28 shows an excellent example of how XRD can be used to characterize the phase transition in VO 2 . Here we follow the position of (010) peak in both heating and cooling cycle under ambient air conditions. Notice the difference in temperature at which an abrupt shift occurs in both cycles. This difference in temperature is a direct consequence of the hysteretic behaviour of VO 2 phase transition. shows reversible shift in the peak corresponding to (001) orientation.

Electrical resistivity measurements.

One of the most common methods of measuring a material's surface resistivity is by using either the two-or four-point probe method. This method use probes aligned either linearly or in a square pattern that contact the surface of the test material. points is constant, and the conducting film thickness is less than 40% of the spacing, and the edges of the film are more than 4 times the spacing distance from the measurement point, the average resistance of the film or the sheet resistance is given by: where:

Therefore: [13]

Raman Scattering.

When a beam of light is impinged upon a molecule, photons are absorbed by the material and scattered. The vast majority of these scattered photons have exactly the same wavelength as the incident photons and are known as Rayleigh scatter.

In the scattering process, the incident photon excites an electron into a higher "virtual" energy level (or virtual state) and then the electron decays back to a lower level, emitting a scattered photon. In Rayleigh scattering the electron decays back to the same level from which it started and thus Rayleigh scattering is often referred to as a form of elastic scattering. Figure 32 (a) and (b) show the illustrations of the Raman scattering process.

The Raman Effect arises when a photon is incident on a molecule and interacts with the electric dipole of the molecule. It is a form of electronic spectroscopy, although the spectrum contains vibrational frequencies. In classical terms, the interaction can be viewed as a perturbation of the molecule's electric field. 143- 145 In quantum mechanical terms the scattering can be described as an excitation to a virtual state lower in energy than a real electronic transition with nearly coincident de-excitation and a change in vibrational energy. In the Raman Effect the electron excited in the scattering process decays to a different level than that where it started and is termed inelastic scattering. The energy of a vibrational mode depends on molecular structure and environment. Atomic mass, bond order, molecular substituents, molecular geometry and hydrogen bonding all effect the vibrational force constant which, in turn dictates the vibrational energy. Much effort has been devoted to estimation or measurement of force constants. For small molecules, and even for some extended structures such as peptides, reasonably accurate calculations of vibrational frequencies are possible with commercially available software. Vibrational Raman spectroscopy is not limited to intramolecular vibrations.

Crystal lattice vibrations and other motions of extended solids are Raman-active.

Their spectra are important in such fields as polymers and semiconductors. In the gas phase, rotational structure is resolvable on vibrational transitions. The resulting vibration/rotation spectra are widely used to study combustion and gas phase reactions generally. Vibrational Raman spectroscopy in this broad sense is an extraordinarily versatile probe into a wide range of phenomena ranging across disciplines from physical biochemistry to materials science.

Advantages of Raman Spectroscopy

Raman spectroscopy is useful for chemical analysis for several reasons: Specificity: Because Raman detects fundamental vibrations, Raman bands have a good signal-to-noise ratio and are non-overlapping. This allows a Raman spectrum to be used for everything from "fingerprinting" of samples to constructing complex chemical models of reaction processes.

 Analysis of aqueous systems: The IR spectrum of water is strong and relatively complex, making IR inadequate for analysis of aqueous solutions due to heavy interference by the water bands. However, the Raman spectrum of water is weak and unobtrusive, allowing good spectra to be acquired of species in aqueous solution.

 Analysis of organic and inorganic chemistries: If a covalent chemical bond exists between chemical species then a unique Raman signature may be produced.

 Figure 34 shows a picture of a Raman system. In practice because the Raman effect is weak, the efficiency of and optimization of each of the instrumental components into an integrated system is critically important. Only an optimized system can be capable of producing the greatest measurement potential, over the widest range of same types, and able to measure the lowest concentration of species in the shortest amount of time possible.

Temperature dependent measurements were carried out with the help of a programmable heating stage from Linkam as shown in figure 35. The Linkam heating stage allows for computer controlled temperature increments as small as 0.1 o C with an operating limit of temperatures from -170 o C till 600 o C. Upon heating above 67 o C VO 2 undergoes an abrupt transition from a monoclinic semiconducting phase to a rutile metallic phase. (figure 35) 

Optical Spectroscopy.

Upon interaction of electromagnetic radiation with a sample surface, depending on the characteristic of the surface and its environment; the light may undergo, transmission, absorption, or reflection (internal, and specular and diffuse reflection) as shown in figure 37. In practice, all three types of reflections can occur at the same time, although with different contributions.

Photons are absorbed in materials by several processes. The variety of absorption processes and their wavelength dependence allows us to derive information about the chemistry of a surface from its reflected light. The human eye is a crude reflectance spectrometer: we can look at a surface and see colour.

Our eyes and brain are processing the wavelength-dependent scattering of While many methods are available to measure the thickness of a film, UV-Vis spectroscopy permits easy, non-destructive thickness measurements of many types of film. When light is directed on a thin film, a portion of the light can be reflected from the front and rear surfaces of the film. Depending on the thickness of the film, reflected light from both surfaces of the film can interact to form a thickness dependent interference pattern.

Integrating spheres (figure 39) collect reflected light from samples over a full hemisphere. The sphere, by nature of its internal diffuse reflection and integration of the energy, is insensitive to directional reflectance features coming from the sample, and therefore, gives a very repeatable "integrate" response to the reflectance of the sample placed in the beam at the sphere port. Sample placement and incidence beam/collection alignment are less critical to the measurement results because the integrating sphere looks at representative integrated energy from all angles at the same time. The single largest application for integrating spheres is the measurement of the reflectance and transmittance of diffuse or scattering materials. The measurements are routinely performed as a function of the wavelength.

In the ultraviolet, diffuse transmittance is used to determine the UV resistance of pharmaceutical containers, sun protective clothing, and automotive paints. In the visible spectrum, the colour of materials is quantified and controlled in industries such as paints, textiles and the graphic arts. In the infrared, the total hemispherical reflectance determines surface emissivities applied to radiant heat transfer analysis of thermal control coatings and foils used in spacecraft design.

A transmittance measurement places a material sample at the entrance port to the sphere and the angle of incidence is set at 0 o (Figure 39-1). In reflectance measurements, the sample is placed at a port opening opposite the entrance port and the angle of incidence is usually slightly off normal up to 10°. The specular component can be excluded from the measurement by using normal (0°) incidence or by fitting another port in the specular path and using a black SMT induced, Infrared reflectivity for VO 2 films is shown in figure 42a.

Temperature dependent reflectance spectroscopy in the NIR region reveals an abrupt change in the IR reflectivity of VO 2 films form 18% in semiconducting monoclinic state to 55% in the rutile state (Figure 42b). By setting the incident radiation at 2300 nm and performing the temperature cycling, we observe an abrupt nature of the optical transition which is very similar to the profile of electrical resistivity change as a function of temperature. Therefore, reflectance spectra for VO 2 can be used as an effective way to characterise the SMT behaviour in VO 2 films.

For V 2 O 5 coatings, temperature dependent reflectivity measurements in the visible spectrum reveal an apparent red shift (figure 42c). An important distinction to be made here in between VO 2 and V 2 O 5 in the spectral range of interest, VO 2 is investigated in NIR region (1000-2300 nm) whereas for V 2 O 5 its performed in the visible range of spectrum (400-800 nm).

The optical band gap E g was calculated as function of temperature using the temperature-dependent reflectance spectra, by Tauc's equation 151,152 , and α is absorption coefficient that is calculated as

Where E g = the optical energy gap of the film, B = a constant, hν = the incident photon energy d is the thickness of the film, T is the transmittance, R is the reflectance and r is a numeric value equal to 1/2 for allowed direct transitions and 2 for allowed indirect transitions. The optical energy gap is estimated by plotting (αhν) 1/r versus (hν), then interpolating the straight line to the photon energy axis at the value (αhν) 1/r = 0. The obtained data for vanadium pentaoxide films were found to give a better fit for the exponent r = 1/2 confirming the direct allowed nature of the involved transition. Figure 42 d shows the temperature dependence of optical band gap for thermochromic V 2 O 5 films.

Thermal imaging using a Near Infrared camera.

The thermal behaviour of materials (solids, liquids, or gases) is constantly affected by their surroundings. The natural drive towards thermal equilibrium promotes heat is exchange between objects via three mechanisms: conduction, convection, and radiation. Conduction is defined as heat transfer between two solid bodies that are in physical contact with each other. Convection is heat transfer, usually between a solid material and a liquid or gas. Conduction and convection are dependent on physical contact between materials. Radiation is a process of heat transfer, characteristic of all matter (at temperatures above absolute zero). Radiation passes through a vacuum, and can also pass through gases, liquids and even solids.

When radiative power is incident on an object, a fraction of the power will be reflected (r), another portion will be absorbed (a), and the final portion will be transmitted (t) through the object. The total Power Law describes all of this:

The ability of an object to absorb radiation is also related to its ability to emit radiation. This is identified as Kirchhoff's law 153,154 a = where: = absorbance and = emissivity.

Therefore, when the thermal imager observes the thermal radiation from real objects, part of what is detected by the thermal imager is reflected from the surface of the object, part is emitted by the object, and part may be transmitted through the object.

All objects with temperature T> 0 K emit infrared (thermal) radiation. The intensity of the radiation depends on the temperature and nature of the material's surface.

At lower temperatures, the majority of this thermal radiation is at longer wavelengths. As the object becomes hotter, the radiation intensity rapidly increases and the peak of the radiation shifts towards shorter wavelengths. The relationship between total radiation intensity (all wavelengths) and temperature is defined by the Stefan Boltzmann law 155,156

Where Q = radiation intensity, e = emissivity of material, s = Stefan-Boltzmann constant and T = absolute temperature.

Emissivity is the measure of an object's ability to emit infrared energy. Emitted energy indicates the temperature of the object. Ideally emissivity can have a value from 0 (perfect absorber) to 1.0 (perfect blackbody). At a given temperature, the maximum radiation is achieved when the object has an emissivity of 1, and the object is qualified as perfect radiator. However, in our real world, there are no true blackbodies, that is, no perfect radiators. For this reason, infrared imaging and temperature calculation is calibrated using an object whose real temperature is known across all the wavelengths of measurements. The thermal camera used in this study (figure 44) is the FLIR X6580sc high resolution research grade model, operating in the spectral range of 1.5 -5.1 µm.

The X6580sc is equipped with a cooled Indium Antimonide (InSb) detector that's sensitive enough to distinguish temperature differences less than 25 mK (20 mK typical). The camera produces temperature measurements with an accuracy of +/-1% and a wide temperature range that automatically adjusts to best fit the thermal scene Infra-red imaging, thus provides an excellent way to track changes in the optical properties during SMT of VO 2 films.

In most applications, the emissivity of an object is based on referred values.

Although camera software may include an emissivity table, users usually have the capability of inputting emissivity values for an object ranging from 0.1 to 1.0.

Many cameras also provide automatic corrections based on user input for reflected ambient temperature, viewing distance, relative humidity, atmospheric transmission, and external optics. As described earlier the temperature calculations are based on radiance measurements and the object's emissivity.

However, when the emissivity value is unknown or uncertain, the reverse process can be applied. By measuring the object temperature, emissivity can be addressed. This is usually done when exact emissivity values are needed. There are two common methods of doing this. The first method establishes a known temperature by using an equalization box. This is essentially a tightly controlled temperature chamber with circulating hot air. The length of time in the box must be sufficient to allow the whole object to be at a uniform temperature. In addition, it is absolutely necessary that the object stabilize at a temperature different from the surroundings where the actual measurements will take place. Usually, the object is heated to a temperature at least 10°C above the surroundings to ensure that the thermodynamics of the measurements are valid. Once the object has reached the set temperature, the lid is drawn off and a thermogram is captured of the object. The camera and/ or software for processing thermograms can be used to get the emissivity value.

The "adjacent spot" method is much simpler, but still gives reasonably exact values of the emissivity. It uses an area of known emissivity. The idea is to determine the temperature of the object with the camera in the usual way. The object is adjusted so that the area with unknown emissivity is very close to an area of known emissivity. The distance separating these areas must be so small that it can be safely assumed they have the same temperature. From this temperature measurement, the unknown emissivity can be calculated. In most cases, however, the focus is always mainly on reducing the τc closer to room temperature. Doping with impurities is one way to reduce the τc but resulted in sacrificing the sharpness of the phase transition [7-10]. Thin undoped nanocrystalline VO 2 films were reported exhibiting the MIT at τc as low as 55 o C.

Results and Discussions

The growth of single phase VO 2 remains a challenge due to the fact that a number of stable phases of vanadium oxides could form in a narrow range of composition, thus, requiring a strict control on growth conditions for obtaining a single pure phase of VO 2 [11]. Various types of thin film deposition techniques have been employed for VO 2 film synthesis like pulsed laser deposition (PLD) [5, 12], molecular beam epitaxy (MBE) [3], magnetron sputtering [13], chemical vapour deposition (CVD) [14-17], sol-gel processing [18, 19] and atomic layer deposition [20-22]. In this study, we use direct liquid injection-metal organic chemical vapour deposition (DLI-MOCVD) and a single source precursor to grow VO 2 films of varying thickness and microstructure.

Several authors have reported results correlating the film thickness, grain size and crystallinity with the MIT [23-26] and provided rather conflicting views relating film morphology and MIT behaviour as each case has only one or limited types of morphologies being studied. Raman spectroscopy was performed using an InVia Raman spectrometer from Renishaw with a 532 nm laser at low power of 0.2mW to avoid non-controlled surface heating and the resulting phase transition upon laser irradiation. The resistivity of the films was measured using a Hall effect measurement system HMS-3000 in van der Pauw configuration. Temperature-dependent resistivity measurements were performed by placing the sample on a heating stage, while a thermocouple was placed on the sample to measure the surface temperature.

Characterization

The characterization techniques employed in this study provide complementary insights to understand the interplay between the growth control parameters, film characteristics and the corresponding MIT behaviour.

3 Results and discussion CVD enables a convenient number of parameters of deposition namely (i) temperature of deposition, (ii) chamber pressure, (iii) concentration of the precursor and (iv) time of deposition. The main objective of this study is to obtain different morphologies of VO 2 by varying the growth parameters and to investigate their impact on MIT behaviour. 

Deposition temperature

Precursor concentration

Film thickness and microstructure depend on precursor concentration for MOCVD process, a 2.5 and 5mM of V oxy triisopropoxide in absolute ethanol solution was used as the precursor.

At 500 o C, VO 2 films with high porosity and thickness of 2.2mm were grown with a 5mM concentrated precursor solution which contrasts the films grown at 2.5mM featuring a smooth surface comprising individual large crystallites of VO 2 of thickness 190nm forming across the surface as shown in Fig. 3. The crystals grew anisotropically while retaining the single layer morphology.

Hence, the increase in the film thickness is due to the growth and the merging of individual grains rather than a formation of multi-layered film composed of several microcrystalline grains. This structure reveals the high surface diffusion of the deposition species.

3.4

Chamber pressure with increasing chamber pressure, the films exhibit an increase in the surface roughness as shown in Fig. 5. The two-dimensional morphology at low pressure is partially replaced by a three-dimensional flaky sheet. Although cross-section inspection shows that early stage of deposition yields a similar morphology in the 3-9 mbar pressure range. It is evident from Fig. 5e and f that formation of these flakes is favoured at higher chamber pressures, while simultaneously resulting in films with increased porosity and surface roughness. On close inspection of the flakes shown in Fig. 6, it was revealed that they are in fact formed by the aggregation of nanocrystalline grains of VO2 similar to the film shown in Fig. 1a. These small nanocrystalline grains grew upwards at higher pressure and form a microstructure similar to petals in a rose flower. This type of morphology can be very well suited to gas sensing or absorbing applications where high porosity combined with high and accessible surface area play a key role in determining the effectiveness of the device. This offers a convenient way to measure ΔT which does not extend beyond this temperature interval. It is widely reported that τc of VO 2 bulk crystals is between 68-72 o C [1] with the ratio of resistivity in insulating (monoclinic) phase to the metallic (rutile) phase of the order of 10 5 . Epitaxial films were reported to exhibit similar properties seen in single-bulk crystals [12, 32]. Whereas polycrystalline films have the tendency to have a smaller-resistivity drop and broader-hysteresis curve [5, 33, 34]. The top and bottom hysteresis plots shown in Fig. 7 correspond to the films depicted in Fig. 4a andb, respectively, which have similar morphology. The films are composed of a single layer of well-formed grains. VO2 film in Fig. 4 a resembles an epitaxial film in appearance with all grains having the same size and shape resulting in higher resistivity drop (Δp) and a narrow ΔT of 

Conclusions

Thin films of Vanadium dioxide with different microstructures and morphologies were grown by MOCVD starting from [VO(OiPr)3]. This process was used to grow films of thickness ranging from 90 nm to 3 µm with fine control over porosity, crystallinity and grain size. This study reveals that morphology of VO2 plays a pivotal role on the MIT behaviour. Film thickness, grain size, porosity, crystallinity and shape of the crystallites all have an impact on the ΔT, Δρ and Tc.

Having achieved a precise control over the growth of the films and the resulting microstructure, we have the freedom and ability to fine tune the film growth and MIT as per the desired application. phase with an effective change of electrical resistivity of 3-4 orders of magnitude within a narrow range of temperature. [2][3][4] This change in electrical properties is accompanied by a remarkable optical transition, where the material shows thermochromic behaviour in the infrared (IR) region. VO 2 effectively reflects the IR radiation in the high temperature rutile phase while being IR transparent at the low temperature monoclinic phase. 5,6 Such unique combination of properties marks it as a crucial material of study not only for developing intelligent thermal, resistive, and optical switches, [7][8][9][10][11][12][13][14] but also from the fundamental point of view.

Electrical switching in semiconductor

Obtaining high quality VO 2 films, essential for high technological applications, remains a challenge as vanadium forms multiple stable oxides like V 2 O 3 , V 2 O 5 and V 6 O 13 . 15 Hence, it is crucial to control the growth conditions to a high degree of precision to obtain pure single-phase films. Polycrystalline and epitaxial films have been grown by various deposition techniques including Sol gel, 16 Pulsed Laser Deposition (PLD), 4 Molecular Beam Epitaxy (MBE), 17 Atomic Layer Deposition (ALD), 18 Sputtering, 19 and Chemical Vapor Deposition (CVD). [20][21][22] Epitaxial films grow on pre-treated and appropriately oriented Al 2 O 3 or TiO 2 substrates or buffer layers. [23][24][25] The SMT-relevant indicators of the VO 2 films quality are the amplitude of resistivity change and hysteresis width. Ideally, VO 2 films show 3-4 orders of magnitude resistivity change with a narrow hysteresis width of ΔT~ 3-4 K. Bulk single crystal offers slightly higher amplitude of resistivity change but is susceptible to breakdown after few cycles of switching between semiconducting and metallic phases. 26 Although, polycrystalline thin films withstand frequent cycling, they usually feature broad hysteresis and small amplitudes of resistivity change, due to the presence of high density of grain boundaries and grain-boundary defects. 22,27,28 Sintering as-grown VO 2 films to decrease the density of grain boundaries is not conceivable for practical applications due to the high melting point of this phase (1970°C). The depression of the melting point, usually observed in nano-crystalline materials 29 is unlikely to reduce the sintering temperature to a reasonable range. Epitaxial VO 2 films attracted a considerable attention owing to their improved morphological advantages and SMT quality. Nevertheless, cost, process conditions, ease of synthesis, morphological control and industrial integration remain limiting challenges for epitaxial growth of VO 2 . Hence, it is worth investigating ways to grow polycrystalline VO 2 films without specific buffer layers, yet still matching the performances of epitaxial or single crystal VO 2 .

The synthesis of high quality, electronic grade, wafer-scale VO 2 films by MOCVD is achieved involving an oxidative sintering step. The investigation of the electrical and optical properties across the SMT reveals the self-assembly of a VO 2 -disordered metamaterial in which the coalescence and confinement of metallic domains are highly controllable.

Results and discussion

As-deposited films

The as-grown films using cyclohexane as a liquid carrier (step 1) are XRDamorphous (figure 1a), which contrasts with the crystalline VO 2 films obtained with ethanol at this temperature range. 23 On the other hand, cyclohexane is thermally more stable than ethanol at 600°C. 30 For instance, the pyrolysis of ethanol in the temperature range 576-624°C produces essentially methane, hydrogen and oxygen containing compounds as acetaldehyde and carbon monoxide. 31 In contrast to cyclohexane, ethanol is able to participate into the cooling, which reveals a narrow hysteresis width of ~1-2K. Further detailed X-ray diffraction data can be found in the supplementary section (Figure S2).

The optical reflectivity and thermal imaging were acquired as a function of temperature for 500 nm-thick VO 2 films. The wavelength-dependent total hemispherical reflections in the near infrared region (NIR) are displayed in figure 4 across the SMT. The thermochromic behavior is clearly shown by an abrupt increase of the reflection from e. g. 18% to 55% at =2300 nm by increasing the temperature. Figure 4(b) shows the reflection hysteresis curve at this wavelength.

The observed sharp transition and narrow hysteresis, which agree with the XRD results, are relevant assets for energy efficient glazing and static solar control applications. 9,11,33,34 Based on the spectroscopic measurements it is clear that the monoclinic and rutile phases of VO 2 feature contrasting thermal emissivities. This contrast was represented in the NIR imaging to spatially resolve the phase transition across the SMT. The surface temperature is captured using a neighboring coated silicon with a thick (4-5 µm) carbon nanotube layer which acts as a perfect black body.

NIR images in figure 5a display the evolution of the rutile metallic domains (low emissivity) with increasing temperature across the transition. These domains grow rapidly in size with a small increase in temperature until coalescence.

Similar to temperature dependent XRD patterns and NIR reflection behavior, we notice a difference of T=1-2K between the heating and cooling stages, which confirms the small width of the hysteresis curve. The fraction and distribution of the metallic domains at 67-67.5°C during the heating stage are equivalent to these at 66-66.5°C in the cooling stage.

In a finite range of temperature, both semiconducting and metallic phases coexist. These two phases with contrasting electrical and optical properties form the so-called "strongly correlated metal" or "disordered metamaterial". 35,36 The dominance of the metallic phase, figure 5(a), at 66.5 o C contrasts greatly between the heating and cooling stages. Upon heating, the film is overwhelmingly composed of monoclinic semiconducting phase, whereas, it shows mainly a rutile metallic phase upon cooling. Hence, the self-assembled "disordered metamaterial" in this temperature range features appealing modular optical properties with high thermal sensitivity.

The persisting small bright spots in the IR images correspond to surface defects as heterogeneities in surface topography (roughness, micron and submicron thickness, to name some) that influences the IR emissivity. 37 The fraction of each phase changes abruptly, figure 5b, and the rutile domains grow in size and coalesce to form the majority phase at the transition temperature. The semiconducting and metallic domains co-exist and a small thermal excitation can result in large changes in terms of the self-assembly and the dominance of one phase over the other. The major change occurs essentially in a temperature window of ΔT = 1K. On reaching up to 69 o C the R phase completely dominates the film, but there is still a tiny fraction of M phase. The SMT occurs at 67 o C in the heating cycle and the reverse phase transition occurs at 64 o C indicating a hysteresis width of 3K.

Electrical resistance of the film is a macroscopic property that essentially takes into account the percolation between the metallic domains or the kinetics of their formation, growth and coalescence. The collective behavior of the film is therefore not representative of the intrinsic microscopic SMT. In the microscopic regime, isolated metallic domains appear almost instantaneously throughout the film at a much lower temperature (a video is provided as supplementary materials). Beside the formation of new rutile nuclei upon the increase of temperature, the existing domains grow and coalesce, 38 forming electrically conductive paths by percolation. It is worth to note that the resistivity of VO 2 depends on the coalescence of the metallic domains rather than their apparition.

Therefore, the observed hysteresis for the electrical resistivity should be related to the temperature-dependent kinetics of coalescence or confinement of the metallic domains. The here observed hysteresis width, ΔT = 3K, contrasts with the obtained width, ΔT = 1-2K, from XRD (figure 3), IR reflection (figure 4) and thermal imaging (figure 5) measurements. The hysteresis in the last cases reflects rather the phase predominance and not the coalescence of the metallic rutile domains.

Further expanding on the electrical properties of the film, we can distinguish the electrical behaviour of VO 2 into two states, namely a high resistance semiconducting and low resistance metallic region at low and high temperatures respectively. Figure 7a exhibits the expected semiconducting behavior observed below 65 o C where the electrical resistivity decreases with temperature due to the thermal activation of charge carriers. The deduced temperature coefficient of resistance (TCR) calculated in the semiconducting region, -2.6% K -1 , agrees with values reported for VO x films. 39,40 A linear increase of the electrical resistance, figure 7b, is observed with temperature above 120°C indicating the metallic nature with a TCR of +0.17% K -1 that concurs with the reported values of common metals and alloys. 41 Interestingly films feature a metal behavior with positive TCR only starting at 120°C, which is far above the SMT temperature.

The electrical resistance continues to decrease above the SMT with the temperature, as displayed in figure 7b, hinting at the persistence of a semiconducting-like behavior. The occurrence of this behavior equally during the heating and the cooling stages, figure 7b, indicates its intrinsic nature. This has been noticed by Zhang et al 42 upon the investigation of the electrical properties of single VO 2 nanobeam within the 70-110°C temperature range. Authors could evidence the coexistence of M2 and R phases in this temperature range, and

show their comparable electrical resistivity. 43 Although it seems to be overlooked, the negative TCR above SMT is visible in results displayed in several reports. 28,38,43 Jones et al 44 have reported the potential presence of M2 phase along with R at temperatures significantly higher than the SMT.

Regarding the M2 phase of VO 2 , Ji et al 45 have reported its presence in epitaxial VO 2 and noticed a remarkable impact of the films' strain on its dominance and stabilization temperature. Kim et al have interestingly concluded that VO 2 undergoes a two-step (M1-M2-R) conversion during the electrically driven transition, 46 which is in line with static lattice calculations that predict an intermediate phase with a Peierls distortion when approaching the phase transition between M1 and the rutile phases. 47,48 A strong surface-induced stress stabilizes the M2 phase, which is assumed to mediate the transition. 42,49 values. Raman scattering, however, enables distinguishing these two phases via a significant A g band shift from 620 cm -1 in M1 to 650 cm -1 in M2 46 . The Raman spectrum of the rutile metallic phase is devoid of any peaks. Temperatureprogrammed Raman spectroscopy was implemented to investigate the eventual formation of the M2 phase through the SMT. As displayed in the supplementary information document, figure s3, the M2 phase could be detected as intermediate, but not systematically even at micrometer distances on the same sample. This seemingly unreliable detection of the M2 phase hints at its localized formation. This observation would agree with the assumption of Ji et al 45 that the formation of M2 phase is likely related to the presence of tensile stress. Unlike nanobeams, such a stress might be randomly localized in polycrystalline films.

Not detecting the M2 phase with XRD (figure 3), where the signal is averaged over an area of several square millimeters, indicates that M2 is a minor phase in the entire investigated temperature range. Hence, Raman mapping evidences clearly the self-assembly of a disordered M1-M2-R metamaterial at the transition temperature. It is worth mentioning that the presence of M2 phase was not evidenced above 70°C, which is likely due to the excessive dominance of the metallic rutile phase.

Based on the Raman mapping recorded at 67.5°C, figure 8b, and the temperature-programmed Raman measurement, figure S3 in the supplementary information, it could be shown that thermally driven phase transition in polycrystalline VO 2 film involves indeed the formation of the M2 phase but in confined locations. It is assumed that the strain in these confined areas meets conditions where M2 significantly forms as intermediate phase.

It is noteworthy that the film was maintained at this state at 67.5 °C in air for extended periods (100 hrs) without any apparent degradation or drift of one state to another. Therefore, the disordered VO 2 -metamaterial phase is quite stable and robust, which is an asset to its potential implementation in practical applications.

Vanadium oxide film as a thermally controlled electrical switch

As noticed during the investigation of the spatial phase distribution within VO 2 , the metamaterial phase is surprisingly stable over long periods. Therefore, it is virtually possible to stabilize the system at any point within the hysteresis curve by adjusting the temperature. A practical application of this feature could be a thermally activated electrical switch, which might operate by the supply of short heating and cooling pulses with small amplitudes T. These pulses bring the metamaterial to cycle between resistive "Off" and conductive "On" states while keeping the same background temperature around the SMT value. It is worth noting that attaining high switching amplitude while implementing a small thermal activation requires a sharp transition with a minimal hysteresis width. The narrow hysteresis, ΔT = 3K, obtained in this study is equivalent to single crystal or epitaxial films and is ideal for high performance applications. 24,26 The self-assembled VO 2 disordered metamaterial films operate optimally even after extensive and extended use, which makes it an attractive candidate for highly demanding applications. The attractiveness of such metamaterial will substantially enhance, provided a reliable approach is developed for the tuning of the SMT temperature without scarifying its quality in terms of amplitude, sharpness, and hysteresis width.

Conclusions

Spatially resolved phase analysis within the transition regime reveals the selfassembly of VO 2 disordered metamaterial that exhibit an outstanding long-term stability. The disordered metamaterial was thermally triggered to tune the degree of coalescence/confinement of the metallic domains with high precision. Such a control enables a highly accurate and tunable thermally controlled electrical switching. Oxidative sintering approach was implemented in this study to induce an efficient densification of MOCVD obtained VO 2 . The resulting films feature SMT characteristics that match those of epitaxial or bulk VO 2 in terms of sharpness and width of the hysteresis.

Methods

Films of vanadium oxide were deposited on silicon substrates using direct liquid injection MOCVD (MC200 from AnnealSys), which is a stagnation point-flow warm-walled reactor. Cyclohexane solution containing 5x10 -3 mol/l of vanadium (V) oxy-tri-isopropoxide was used as a single-source precursor, which was maintained under nitrogen atmosphere at room temperature before its injection into the evaporation chamber at a frequency of 2 Hz and an adjusted opening time to reach a feeding rate of 1 g/min. The pressure and temperature of the evaporation chamber were maintained at 0.6 mbar and 200°C during deposition respectively, whereas the walls of the reactor were maintained at 200°C. During the growth, 500 sccm of nitrogen carrier gas was introduced alongside the precursor injection and the total pressure of the reactor was automatically regulated at 0.6 mbar. The substrate is maintained at 600 o C during the 2 hours of deposition and the subsequent heat treatments.

In a second step, an hour long annealing was performed at 600°C right after the deposition under oxygen partial pressure of 1x10 -2 mbar. The sample is then further subjected to annealing at the same temperature under vacuum (~ 0.6 mbar) acting as a reducing atmosphere for 4 hours, after which the chamber is allowed to cool down. All depositions were carried out on 4-inch silicon wafers without removing the upper native oxide layer that might act as a barrier.

Samples were later cut into smaller pieces for analysis purposes. Uniform, high quality VO 2 films were observed throughout the wafers in a homogeneous manner.

Characterization

X-ray diffraction (XRD), Bruker D8, with CuKα as the X-ray source, was used to identify the crystalline phases of vanadium oxide. Data were collected in the θ-2θ (locked couple) mode from 2θ of 20 o to 60 o with a step size of 0.02 o .

Film thickness was measured using an Alpha step d-500 profilometer from KLA-Tencor and FEI Helios Nanolab 650™, Scanning Electron Microscope (SEM).

Surface morphology was inspected by SEM at a working distance of 4 mm with an operating voltage of 25 kV.

Raman spectroscopy was performed using an InVia Raman spectrometer from Renishaw with a 532 nm laser. In situ temperature-dependent Raman measurements were performed at ambient air with a Linkam TMS heating stage using fixed heating and cooling ramp at 5°C/min.

The electrical resistivity was measured using four-point probe measurements in Van der Pauw configuration. Infrared image analysis was conducted using the FLIR X6580SC thermal camera operating in the 1.5-5.1 µm spectral range with an accurate recording at a frequency of 355 Hz in a full 640 x 512 resolution.

Temperature-dependent measurements were performed by placing the sample on a heating stage and cycling the temperature form 40 o C to 80 o C while a thermocouple was placed on the sample to measure the surface temperature.

The ramp was fixed at 5°C/min in the transition range. The presence of the M2 phase could be captured using Raman spectroscopy as shown in figure S3. Although the overall Raman signature seems similar between the M1 and M2 phases, a shift of several peaks can be highlighted. The most prominent shift is observed for the peak at 620-650 cm -1 . On the same surface and at a distance some micrometres, it is possible to identify spots where the SMT occurs directly from the M1 to the R phase and others where the transition is mediated by the M2 phase. 

Introduction

Cermets are metal-dielectric composites in which metal particles are embedded in dielectric matrices as displayed in figure 1. Cermet based coatings are used as effective spectrally-selective absorbers due to their high solar absorbance and low thermal emittance. 1,2 The properties of the cermet strongly depend on the volume fraction of the metal inclusions in addition to their chemical nature, size, shape and dispersion within the matrix. 3 Nevertheless, the properties of the cermet coatings are frozen upon synthesis as the parameters influencing the optical properties can no more be altered. Therefore, the development of traditional cermet materials for light modulation sounds compromised.

One of the most popular and well-studied mechanisms for light modulation relies on materials with engineered structures to influence the nature of light. These materials are known as metamaterials and the phenomenon of light modulation through engineered surface modifications is termed as optical topological transition. 4,5 Perfect solar absorbers based on metamaterial were demonstrated by fabricating specific shapes and configurations of metallic structures on dielectric matrix. By varying the size and configuration, the range of the perfect absorption window is adjusted. 6,7 Relevant research was reported on emissivity control devices for their implementation in space applications. Programmable emissivity switching is crucial for spacecraft and satellite surfaces, but their implementation often includes tedious fabrication process comprising bulky and energy inefficient mechanisms. [8][9][10][11] Therefore, an ideal candidate for such application would be a coating material that switches reliably between distinct values of emissivity, and which is simple to fabricate and integrate, while consuming fraction of the power needed for existing technologies.

Vanadium dioxide is a strongly correlated material featuring a semiconducting-tometal transition (SMT) near room temperature. In contrast to the metallic phase, the low temperature semiconducting phase features high infrared transmission and high thermal emissivity. The transition occurs with a narrow hysteresis, revealing a temperature range (64-68 o C) where vanadium oxide features the coexistence of the metallic and semiconducting phases. This, so called disordered VO 2 metamaterial is analogous to cermet. Upon the increase of temperature, metallic inclusions nucleate and grow throughout the semiconducting phase. 12 In this article we introduce the concept of "smart cermet" material with tuneable optical properties based on disordered VO 2 metamaterial. The concept of tunability is addressed by temperature-enabled control of the size and density of metallic particles in the dielectric matrix. The unique feature of VO 2 based smart cermet is that, both dielectric matrix and metallic particles are one and the same material at different phases. Therefore, a single layer of VO 2 can be manipulated to feature (i) a fully dielectric state, (ii) a variable state with metallic inclusions embedded in the dielectric matrix, or (iii) a fully metallic state, by controlling the temperature at which it is operated. Such kind of characteristics is unheard of in the field of conventional cermet coatings.

Moreover, existing cermet coatings require complex synthesis techniques to achieve the right size and density of metal volume fraction, and offer limited to no flexibility or tunability in terms of light modulation.

Emissivity returns to 0.8 from 0.1 upon cooling, however a hysteretic delay of ΔT = 2 o C is observed. This hysteresis is intrinsic to VO 2 films and such a narrow hysteresis of approximately 2 o C is observed for single crystal and epitaxial film, and is considered as a sign of high quality. 14 

Results and Discussion

Upon increasing temperature across 67.5°C, VO 2 undergoes a phase transition from semiconducting monoclinic phase to the metallic rutile. As the metallic phase features low thermal emittance, the surface appears colder when imaged with a thermal camera. This phenomenon is termed as negative differential thermal emittance. 13 The VO 2 emissivity versus temperature upon cycling between 60 and 70 o C, figure In the cooling stage, emissivity features a transient peaking up to 0.94 at 63.5 o C marked as (b) in figure 2. This peculiar peak of emissivity is highly reproducible and is systematically observed for all performed coatings. It should be noted that we observe this peak exclusively in the cooling stage, whereas other authors observed it in both heating and cooling stages. 13,15 This contrasting behaviour can be attributed to the difference in the synthesis method and the memory effect of VO 2 . The peak in the emissivity curve is attributed to the formation upon cooling of nanoscale metallic inclusions in an arrangement that maximizes light absorption. At 63.5°C the density and size of the metallic inclusions align in such a way that a near perfect thermal emittance is reached.

Perfectly reversible and reliable emissivity transition is recorded for VO 2 films during extended thermal cycling tests. Furthermore, the transition characteristics were shown to be insensitive to the cycling rate. The stability of the metamaterial state is demonstrated in a previous work, where Raman mapping of the mixed phase region was reported over 100 h to obtain a spatial mapping of the metallic inclusions in the semiconducting matrix. 14 The metallic inclusions nucleate and grow upon heating, and shrink to disappear in the cooling stage. During a subsequent cycle, IR imaging reveals the nucleation of the metallic phase exactly at the same positions and confirms its systematic growth in an identical manner as the preceding heating cycle. Naor et al. 16 termed this phenomenon as a ramp reversal memory effect, implying that metallic inclusions form and vanish at the exact same position, and their grown/shrinkage occurs in an identical manner during consecutive thermal cycles. This behaviour is of paramount importance for a tuneable and reliable light modulation. The memory effect enables in our study adjusting and maintaining the system at specific values of emissivity. Therefore the temperature is a reliable parameter to precisely control the overall cermet architecture.

VO 2 metamaterial coatings offer a superior flexibility compared to traditional cermet coatings which feature fixed distribution and density of metal particles.

Guo et al. 17 described how metallic inclusions can be engineered to tailor matterlight interaction. They reviewed the applications of metallic nanostructures for light trapping in solar energy-harvesting structures and devices from thin film photovoltaic cells to solar thermal structures and devices. 17 Coatings, exhibiting emissivity control and infrared modulation require micro fabrication and additional processing challenges like multilayer deposition, MEMS fabrication and patterning, 8,11,[22][23][24] all of which increase the complexity and cost of the end product. Due to the intrinsic nature of VO 2 coatings, no additional processing or patterning steps are required to achieve light modulation. High ΔƐ is achieved by providing small temperature pulses. These changes in emissivity are in fact a direct consequence of the variation in the topography of metallic inclusions in VO 2 metamaterial state. Hence a modular and tuneable emissivity state is reached by changing the size, shape and density of metal inclusions into a semiconducting matrix thus functioning as a smart cermet. We believe it is the first time VO 2 films are suggested to act as smart cermet.

In conclusion, smart cermet concept was introduced using VO 2 films in the metamaterial temperature range. VO 2 and correlated oxides with SMT in general, can be ideal candidates for future light modulation, infrared reflectivity and thermal emissivity to name a few. Hereby, the optical modulation in VO 2 is thermally triggered. Electrical field 25 or mechanical stress 26 can also be implemented for the actuation of the SMT in VO 2 . Combining this strongly responsive material property with existing and upcoming technologies opens up countless possibilities to integrate innovative functionalities in light modulation and solar energy harvesting. 

Introduction

Reversible phase transitions [1][2][3][4] and rewritable patterning [5][6][7] are amongst the most sought-after properties in the current generation of memory storage and high density optical storage media. Conventional Lithography techniques are often irreversible and offer no flexible way of editing the pattern once it has been made. An ideal material would therefore allow patterning with ease, and allow to reconfigure with ease or erase, and rewrite without involving significant process steps. It would also be incredibly useful if the patterns created can offer additional functionalities other than just a visual information.

The current state of the art regarding reversible patterning mainly involves organic polymer materials which change the configuration by photosensitization, 8,9 change in pH, 10,11 thermochemical nanolithography 12 and electrical potential induced redox reaction. 13,14 Inorganic phase change materials are prototype candidates for such application. In this article, we present vanadium oxide as an ideal candidate to achieve such reversible and reversible patterning by utilizing its SMT property.

Vanadium oxide undergoes a first order phase transition from a semiconducting monoclinic phase to a metallic rutile structure at 68 o C.

Along with the electrical transition, VO 2 undergoes a change from an Infrared transparent, to reflective material when heated above the transition temperature. 15 Infrared images of VO 2 film obtained from thermal camera near the phase transition reveals an abrupt drop in the emissivity at SMT. Reduced emissivity due to the reflection of IR radiation is reversible with a narrow hysteresis of 3K. At this transition, semiconducting monoclinic phase is converted to a conducting rutile phase. Optically, the monoclinic phase has a higher emissivity in respect to the rutile phase 16 . During the SMT in VO 2 , small puddles of rutile metallic start forming from 66 o C and continue to coalesce as the temperature rises. 17,18 The phase fraction of Monoclinic to rutile can be controlled by deliberately maintaining the system at adjusted temperature.

In a previously reported article 16 it was mentioned that at 67 o C and 66 o C in the heating and cooling cycles respectively, we essentially have the film stabilised with both M and R phase. Therefore, there exists an intermediate state in a narrow temperature range of 66-69 o C with two optically and electrically contrasting characteristics of the same material at one temperature point. This state of the material can be termed as a "naturally disordered metamaterial". 16,19 Emissivity vs temperature curve shown in figure 1 when heating from 60 to 70 o C shows an abrupt decrease in the emissivity from 0.83 to 0.1 during the heating cycle, but a very interesting phenomenon is observed in the cooling cycle. The emissivity while going back to the cold state rises abruptly and briefly exceeds to 0.94 in a narrow temperature window before reaching a steady state value of 0.8. The only existing report of such behaviour is by Kats et al. 19 where the authors show this spike of emissivity in both heating and cooling stages. This spike in emissivity is attributed to the specific arrangement of the metallic puddles during their shrinkage dynamics. This results in the peaking of emissivity in short temperature intervals. The spike in emissivity can however be accessed by making sure that during the cooling cycle the temperature is set to stabilize at the point where the emissivity is maximal. By controlling the upper and lower limit of the temperature cycle, one can dictate the system to stabilize at the desired emissivity between 0.1 to 0.9. The narrow hysteresis width of 3K

provides the ability to cycle between the low and high emissivity states by quick heating or cooling pulses. By keeping the system at a steady state temperature of 67 o C the material can be operated in its metamaterial region where a dynamic coexistence of the semiconducting and metallic phases of VO 2 occurs. Quick heating or cooling pulses will force the system to either switch to high or low emissivity state, which persists when the films returns to the steady state temperature.

Dynamic control of VO 2 metamaterial

After establishing the fact that VO 2 films operating in the narrow range of temperature around the transition temperature (T C ) behaves as a disordered metamaterial, film properties like emissivity, reflectivity, and resistivity can be manipulated to exhibit contrasting behaviours by choosing the state at which VO 2 metamaterial can be stabilized, simply by controlling the temperature. Figure 2 Since the metamaterial can be maintained as long as it is kept at the required temperature, it's possible to locally change the phase of the material to either M or R depending on the type of temperature impulse.

Such localized triggering of phase transition can be observed very clearly with an IR camera due to the large variations of emissivity and reflectivity values for the M and R phases. In theory, the metamaterial can be controlled to have localized phase transformations by introducing precise temperature changes in the region of interest as shown in figure 3. Several ways can be hypothesised to induce a localized phase transition in vanadium oxide. However, for the sake of simplicity, in this study we restrict ourselves to operations that directly result in localised temperature changes that can induce phase transition in VO 2 at the point of contact.

The following techniques are employed for the localized modification of metamaterial.

Imprinting by contact

Point to point modification of phase from semiconducting to metallic nature can be done by localized heating. Here the film is maintained at a fixed temperature of 67 o C and local heating is introduced by a pointed tip (Hot Tip) which is at least 4-5 o C higher than the fixed temperature. As soon as the "hot-tip" touches the surface, it forces the point of contact to undergo a phase transition. Since the point of contact is very small and the phase transition occurs instantaneously, we can just tap the "hot tip" on the surface and form dots of metallic nature with lower emissivity on a semiconducting matrix having higher emissivity. Thereby creating an electrically and optically contrasting medium at the same temperature.

Figure 4 shows a simple schematic creating metallic low emissivity dots by contact imprinting using a "Hot-Tip".

Using this technique, one can also drag the hot tip along the surface to make lines or any other patterns. Which gives rise to the formation of reversible dynamic conducting pathways in semiconducting matrix?

Another way of modifying the phase is by using a "cold tip". In this approach, we maintain the film in the metallic state having low emissivity and by make the point of contact by a tip which is at least 5 o C colder, we can induce a phase transition in the opposite direction to semiconducting region with higher emissivity. Therefore, allowing the possibility of patterning resistive semiconducting pathways having higher emissivity in a low emissive metallic matrix. A precast stamp of certain shape could be used to instantaneously transfer the shape or pattern over a large area. The stamp when maintained at 72 o C can be made to come in direct contact with the metamaterial, thereby facilitating a phase transition. Hot and cold stamp can be realised.

Imprinting by electric field

It is well known that SMT can be triggered in VO 2 by applying an electrical potential. 20 Hence a novel way to induce a localized phase transition would be to use electrical bias and a contact tip with an appropriate potential. VO 2 can be maintained at a steady state of 67 o C on a conducting substrate. Voltage bias when applied through a tip by contact allows the creation of metallic structures in the semiconducting VO 2 matrix. Just by reversing the polarity, we can either erase the patterns or perform corrections to existing patterns. This procedure can be thought as analogous to traditional ion beam lithography where we create patterns by charged particles as depicted in figure 5.

Pattern transfer by photolithography.

Another way to achieve this localized phase transition is with the use of a high intensity light. Just like photolithography a mask placed on top of the metamaterial is illuminated by a high intensity light in short bursts to heat up the surface on exposure and transfer the pattern as shown in figure 6.

This technique can enable fast and large area patterning. Just by cooling down we can erase the whole pattern and re-use the same VO 2 substrate for a different design later. 

Reversible patterning by localized laser heating.

A laser offers a contactless method to locally heat the surface of the metamaterial. Laser heating enables a non-invasive way of patterning and by adjusting the laser power and focus to appropriately heat the target, this technique is most convenient. It also allows better resolution when compared to physical contact by a pointed tip. Figure 7 shows a schematic of how a laser of appropriate wavelength and power when focused on the VO 2 metamaterial state can locally heat up and induce a phase change.

Figure 8 shows how patterns can be made by simply moving the laser across the metastable state just as described in the schematic of figure 7.

The patterns although are invisible to naked eye, are clearly visible under infrared imaging. The laser, when focused through a 5x optical objective narrows the beam and helps to focus the beam efficiently. This results in an improved resolution of the patterns. Furthermore, a 20x objective lens enables patterning of even smaller features as shown in figure 9. We believe this is the first ever report on evidencing such kind of reversible, rewritable IR visible patterning of the VO 2 metamaterial state. 

Experimental section

Sample preparation

Films of vanadium oxide were deposited on silicon substrates using direct liquid injection MOCVD (MC200 from AnnealSys), which is a stagnation point-flow warm-walled reactor. Cyclohexane solution containing 5x10 -3 mol/l of vanadium (V) oxy-tri-isopropoxide was used as a single-source precursor, which was maintained under nitrogen atmosphere at room temperature before its injection into the evaporation chamber at a frequency of 2 Hz and an adjusted opening time to reach a feeding rate of 1 g/min. The pressure and temperature of the evaporation chamber were maintained at 0.6 mbar and 200°C during deposition respectively, whereas the walls of the reactor were maintained at 200°C. During the growth, 500 sccm of nitrogen carrier gas was introduced alongside the precursor injection and the total pressure of the reactor was automatically regulated at 0.6 mbar. The substrate is maintained at 600 o C during the 2 hours of deposition and the subsequent heat treatments.

In a second step, an hour-long annealing was performed at 600°C right after the deposition under oxygen partial pressure of 1x10 -2 mbar. The sample is then further subjected to annealing at the same temperature under vacuum (~ 0.6 mbar) acting as a reducing atmosphere for 4 hours, after which the chamber is allowed to cool down. All depositions were carried out on 4-inch silicon wafers without removing the upper native oxide layer that might act as a barrier. Samples were later cut into smaller pieces for analysis purposes. Uniform, high quality VO 2 films were observed throughout the wafers in a homogeneous manner.

Laser patterns were drawn over the surface by placing the sample over the linkam heat stage set to maintain the temperature at 66. 

Introduction

Thermochromism is a perceptible phenomenon, in many materials and compounds, 1 in which a change in colour is observed as a response to a variation of temperature over a small or large range. This process involves thermally induced lattice expansion or change in ligands, molecular structure or coordination number. 2,3 Thermochromic materials find application in a variety of fields ranging from simple decorative show pieces or toys to potentially breakthrough technological applications including comfort, lifesaving and safety devices as smart windows, sensors. 4,5 Thermochromism might be reversible [6][7][8][9] or irreversible 10,11 . Reversible thermochromic materials, which restore their original colour once the temperature stimulus is withdrawn, are useful temperature indicators. Everyday' products, such as cooking pan, can be coated with a thermochromic paint to indicate the attainment of the cooking temperature by visual cues. 12,13 Change in optical properties, if occurring in the visible spectral range, offers a considerable advantage and ease of detection. Reversible thermochromism can be further classified into two types that contrast in the accuracy of determining the temperature:

(a) Continuous thermochromism 14 takes place over a relatively wide range of temperature. The change of the optical properties is then attributed to a gradual structural modification in the solid.

(b) Discontinuous thermochromism 15 occurs abruptly and corresponds to a change in structure, e. g. consequence of a ring opening and closing mechanism in polymer chains at a specific temperature. 16 The colour transitions in irreversible thermochromic materials, typically results from decomposition, phase transition or phase separation. 17 11 Irreversible thermochromism is useful in situations where it is necessary to keep trace of the change in temperature even after the temperature stimulus has been withdrawn.

Few examples include packaging labels of temperature sensitive drugs or perishable food items which indicate if e.g. the cold chain integrity was compromised. [18][19][20] The irreversibility in thermochromism can either be attributed to thermodynamic or kinetic hindrance of the transformation.

Table 1 illustrates the different material groups that feature thermochromic behavior along with the transition temperature, the mechanism which leads to thermochromism and the extent of reversibility. Thermochromic materials can be broadly categorized as organic and inorganic compounds.

Organic thermochromic compounds include, Conjugated Polymers 21 Leuco dyes and liquid crystals 12,24,25 -In a cholesteric liquid crystal, changes in temperature result in thermal expansion, which leads to a change in layer spacing and angle of rotation with a consequent colour change. Since the pitch varies continuously as the temperature changes a continuous thermochromism is expected in such compounds. Liquid crystals and leuco dyes have to be micro encapsulated for them to be used for colouration. This includes embedding them in a shell material.

Inorganic thermochromic compounds consist of metal salts and metal oxides.

The mechanisms of colour change include temperature-dependent changes in ligand geometry, change in metal coordination, variation of band-gap energy, the arrangement and distribution of defects in the crystalline solid, and most importantly through phase transitions occurring in the material. 3,15 Among the plethora of thermochromic materials, inorganic compounds provide the advantage of being stable at high temperatures when compared to their organic counterparts. Since inorganic materials are generally much more resistant to photo-induced decomposition than organic counterparts, they feature a substantially extended lifetimes. Furthermore, the preparation of powders, pigments or films based on inorganic compounds is more convenient owing to their ease of handling and robustness. As most inorganic thermochromism results from lattice expansion, perceptible change in colour can be observed even at elevated temperatures. 26

Table 1 An overview of various thermochromic materials with their working mechanisms and operation temperature.

Metal oxides act in general as semiconductors showing a decrease in electrical resistivity with temperature. Hence metal oxide compounds featuring a wide band gap semiconducting property, which also exhibits a continuous visible range thermochromism over a wide temperature window, could be ideal candidates for many thermo-electro-optical applications. In this context, Cunjiang Yu et al 27 developed an adaptive optoelectronic camouflage based on the integration of thermochromic dyes with arrays of actuators and photo-detectors laminated on transparent and flexible substrates. A second example is reported by Kim G et al 28 demonstrating the mechanism and performance of a resistive pressure sensor and its integration into a dynamic and interactive thermochromic panel.

Oxides of vanadium are very popular for their chromic behavior due to the numerous oxidation states of vanadium: +5, +4, +3, and +2, easily distinguishable by their contrasting optical properties. Vanadium pentoxide (V 2 O 5 )

with an oxidation state of +5 is by far the most studied phase. [29][30][31] V 2 O 5 has an orthorhombic layered structure that can host small guest molecules or ions. Due to this property V 2 O 5 is intensively investigated as a catalyst for organic reactions, and also finds use in lithium ion batteries, 33 gas sensors, 34 electrochromism 35 and photochromism. 36 Nevertheless, there is a wide inconsistency when it comes to the description of the physical colour of V 2 O 5 at room temperature. The reported colours of the compound range from yellow, yellow-to-red or rust brown or orange. [37][38][39] Additionally, there seems to be no previous report on the thermochromic behavior of pure V 2 O 5 . Lataste et al reported the implementation of V 2 O 5 as a mixture in pigments to alter the thermochromic behavior of barium carbonate. 40 In a study reporting the use of inorganic material blend to mimic the red to green transition by M. 

Experimental

Thin film characterization

X-ray diffraction (XRD) was used to characterize the films using the Bruker D8, with CuKα as the X-ray source. Data were collected in the θ-2θ (locked couple) mode from 2θ of 10° to 30° with a step size of 0.02°. Temperature-dependent XRD was performed using a heated stage with an integrated thermocouple and air cooling for temperature regulation. The film thickness was measured using an Alpha step d-500 Profilometer from KLA-Tencor and the cross-section inspection with FEI Helios Nanolab 650™ Scanning electron microscopy (SEM). Surface and cross-sectional morphologies were characterized by SEM at a working distance of 4 mm with an acceleration voltage of 25 kV.

Raman scattering was performed using an InVia Raman spectrometer from Renishaw with a 532 nm laser at 0.2 mW to avoid non-controlled surface heating.

Optical reflectivity measurements were carried out on LAMBDA 1050 UV/Vis/NIR spectrophotometer from Perkin Elmer with a 100 mm integration sphere in the reflection configuration. Measurements were performed in the visible spectral range (400-800 nm). For both spectroscopies, in situ measurements at variable temperatures were carried out under ambient atmosphere. For technical reasons related to apparatus, we restrict the UV Vis measurements to a maximum temperature of 220 o C.

Results and discussion

Undoped V 2 O 5 thin films

The film deposition parameters, like temperature and pressure, were adjusted to achieve highly porous nanocrystalline films with mixed crystalline phases of vanadium oxide VO x . Deposition conditions were chosen based on a previously reported systematic study. 43 With an average growth rate of 10 nm/min, a 4 h deposition yields 2.4 µm thick film (Figure 1).

Temperature-dependent XRD and Raman scattering provide evidence that annealing of the as-grown VO x films under ambient air at 450 °C for 10 min allows the complete oxidative conversion of the films to pure V 2 O 5 . This is in good agreement with the temperature range of 450 -550 °C previously reported to be optimal for this purpose. 44 The oxidation process requires an extended time of annealing at lower temperature. For example, 1 hour is needed at the annealing temperature is 300 o C. The oxidation of vanadium occurs due to gas-solid reaction followed by oxygen diffusion into the film. It is worth mentioning that the porous structure of the film, Figure 1, has a clear advantage in this respect. The aforementioned post treatment results in the formation of a thermodynamically preferred phase, which is the layered orthorhombic V 2 O 5 with the Pmmn space group. 45 Figures 1(a cm -1 belong to A g vibrational modes, whereas peaks observed at 145, 285 and 701 cm -1 belong to B g modes of V 2 O 5 . 46,48 Two strategies were adopted to thermally oxidize the as-deposited films.

Samples were either heated gradually from room temperature to 450°C using a heating ramp of 10°C/min then maintained at 450°C for 10 min (1 st route), or were subjected to an instantaneous heat at 450°C in ambient air for 10 min (fast oxidation route). During the oxidation process, the colour of the VO x films changed from dark grey to deep red-orange. No further perceptible change in colour was perceived even after extended periods, indicating the complete oxidation to V 2 O 5 . Both oxidation approaches yield XRD-pure V 2 O 5 films that are orange at high temperature and yellow at room temperature. The gradually oxidized films feature a glossy appearance and resist scratching when compared to the matte films obtained through a fast oxidation. Therefore, the systematic investigation was limited to films obtained through gradual oxidation. While the lattice parameters "a" and "b" remain unchanged, the parameter (c) features a linear increase with the temperature. Some oxides of vanadium are well known for their semiconductor-metal transition (SMT), which the occurrence in V 2 O 5 has been suggested by few authors. 49,50 Recent studies disagree however with this suggestion. 51,52 The change in electrical conductivity, interpreted as SMT, 49,50 was attributed to irreversible surface-limited reduction of V 2 O 5 to V 6 O 13 due to the UHV conditions encountered for the analysis. 51,52 The rate of this reduction is further enhanced by electron beam or X ray irradiation. From both Raman and XRD analysis over a wide range of temperatures, it is evident in our study, that V 2 O 5 films remain pure under ambient air and show no signs of reduction at elevated temperatures.

Temperature-dependent Raman spectroscopy, displayed in figure 5 

Introduction

Thermochromic materials display a perceptible change in colour upon temperature variations. [1][2][3] This behaviour is observed in several types of compounds, ranging from organic molecules, [4,5] inorganic compounds, [6,7] organometallic, [8,9] and transition metal oxides. [10][11][12] Due to the simplistic nature of temperature dependent colour changing ability, they are utilized in several devices like temperature sensor, [13][14][15] information display, [16,17] safety devices and food packaging. [18,19] Nevertheless, there has been a considerable interest in obtaining compounds with a control over the colour of the thermochromic materials. In terms of the temperature at which thermochromic transition occurs, as well as the colours they exhibit during transition. [20][21][22][23] Hence, tunable thermochromic compounds are expected to widen their scope of applications.

Tuning of thermochromic behaviour can be implemented by several mechanisms.

Physical mixing of two or more thermochromic pigments was used to adjust the perceived colour. [24,25] In chemical pathways, the constituents are modified to alter the optical properties and produce the desired colour. In Leuco dyes, changing the alkyl chain lengths in developer or solvent impacts the thermochromic nature of the dye. [26,27] In transition metal oxides (TMO) tuning of optical properties and thermochromism is achieved by the help of chemical doping. [28,29] Dopants fill the interstices or replace the host atom to modify the band gap by forming additional donor or acceptor levels, which facilitate inter band transitions.

In addition to conventional doping methods, creating oxygen vacancies emerges as an efficient technique to alter the optical properties. [30,31] The obtained optical properties are stable as far as the oxygen vacancy level is maintained.

Generating oxygen vacancies is in fact analogous to self-doping. In case of tungsten oxide, [32] it has been demonstrated that vacuum annealing leads to loss of oxygen with a consequent impact on the optical properties. Chromium oxide (Cr 2 O 3 ), a widely studied TMO for its chromic properties, shows a variation in optical properties after annealing at adjusted oxygen partial pressures. [11] Although the control of oxygen vacancies in TMO can significantly impact their optical properties, it has not been proposed as an approach to adjust their thermochromic behaviour.

There have been several studies correlating the oxygen vacancies in V 2 O 5 to variation in electro-chemical and optical properties. However, thermochromic tuning linked to the adjusted sub-stoichiometry has not been reported so far. The present study deals with the tuning of thermochromic properties of V 2 O 5 coatings, to achieve fine control over the perceived colour and thermally induced colour change.

Experimental Preparation of V 2 O 5 coatings

Thin films of vanadium oxide were deposited on silicon substrates by Direct Liquid Injection (DLI) Metal Organic Chemical Vapour Deposition (MOCVD), the details of which are reported elsewhere. [33,34] Argon was used as the carrier gas at a flow rate of 50 sccm while the chamber pressure was adjusted to 10 mbar.

Substrates were maintained at a constant temperature of 500 o C during the four hours of deposition. It is worth noting that V 2 O 5 colours ranging from green to honey yellow was reported earlier by Aita et al. 35 The authors associated the colour of sputter V 2 O 5 has a layered structure with a large affinity towards accommodating guest molecules between the interlayer spaces. This property of V 2 O 5 has made it an ideal candidate for many applications like gas and humidity sensing, [36] energy storage [37] and catalysis. [38] In order to prove that thermochromism in V 2 O 5 is an intrinsic property, and that it does not depend on the atmospheric conditions, we isolated the coatings from ambient atmosphere. The passivation was performed using the established Atomic Layer Deposition (ALD) of Al2O3. [39,40] ALD coatings offer superior advantages compared to other deposition techniques by allowing low temperature of deposition and a conformal coating characteristics.

All the samples were coated with a 20 nm of Al 2 O 3 oxide. In addition to encapsulation, Al 2 O 3 would also act as a protection layer by making V 2 O 5 scratch resistant and prevent from aging via a change of the oxygen deficiency. The optical band gap E g was calculated as a function of temperature using the temperature dependent THR spectra, by Tauc's equation, αhν = B(hν-E g ) r .

Where, α is absorption coefficient, E g = the optical energy gap of the film, B = a constant, hν = the incident photon energy and r is a numeric value equal to 1/2 for allowed direct transitions and 2 for allowed indirect transitions. The optical energy gap is estimated by plotting (αhν) 1/r versus (hν), then interpolating the straight line to the photon energy axis at the value (αhν) 1/r = 0. The optical data for vanadium pentaoxide films were found to give a better fit for the exponent r = 1/2 confirming the direct allowed nature of the involved transition. The insets in each panel of figure 3 show the photographic images of V 2 O 5 coatings at RT and at elevated temperature respectively. Figure S3 in the supplementary information show the temperature dependent optical spectra of V 2 O 5 coatings oxidised at various temperatures. The colour of V 2 O 5 returned to its room temperature state on cooling, evidencing a perfectly reversible nature of this thermochromism. It should be noted that thermochromism under ambient air is measured at temperatures that are significantly lower than the respective oxidation temperatures. Blue and red vertical dotted lines in figure 3 provide a visual guide to inform about the spectral range concerned by thermochromism for each sample.

Besides the thermochromism that occurs with an impressive change in colour, total brightness of the sample, which can be described as the integrated reflection over the whole range of visible spectrum, decreases as a function of temperature. The rate of decrease in brightness can be equated to the sensitivity of V 2 O 5 to temperature changes. Figure 4 shows the variation of brightness with increasing oxidation temperature for the three samples. We observe a linear decrease in the brightness for all samples.

The sensitivity of the thermochromic coating is defined here as the slope of the linear fitting of the brightness versus temperature curve. From figure 4, slope of Since the sensitivity is measured taking into account the variation in brightness, the quantified sensitivity value are quite low as brightness is calculated over the full visible spectrum. However, if the sensitivity is measured as the variation in THR for a particular wavelength (e.g. λ = 535, 555 and 575 nm) as shown figure S4, we notice a one order of magnitude higher thermochromic sensitivity.

With the ability to showcase precise and accurate changes in optical properties, which respond to temperature changes, these thermochromic V 2 O 5 coatings could be ideal candidates to operate as a contactless optical temperature sensor.

The range and variation of colours observed further strengthen the versatility and tunability aspects of these V 2 O 5 coatings. Through controlled oxidative annealing we obtain thermochromic coatings with adjusted colours and varying sensitivity to the temperature stimulus.

The high susceptibility of V 2 O 5 to undergo reduction under ultra-high vacuum with X-rays or electron beam exposure complicates its quantitative analysis. [43,44] Therefore analysis conditions as those encountered in EDX and XPS, reduce V 2 O 5 to immediate lower oxides of vanadium such as V 6 O 13 [45] creating hurdles in accurate determination of vanadium and oxygen ratios. Controlled oxidation of as-grown films to V 2 O 5 is accepted to yield films with various oxygen deficiencies. [41,42] These oxygen deficiencies are assumed to be responsible for the wide range of reported optical band gaps [46] and perceived colours. [35] We present tunable thermochromic V 2 O 5 coatings, achieved by controlled oxidative annealing. In addition, Al 2 O 3 encapsulation prevents change of the oxygen vacancies in the film during extended periods of operation at elevated temperatures, without impacting the thermochromic properties.

Data

V 2 O 5 coatings show a linear increase in the surface roughness with temperature. 

Experimental design, materials, and methods

Preparation of V 2 O 5 coatings

Thin films of vanadium oxide were deposited on silicon substrates by Direct Liquid Injection (DLI) Metal Organic Chemical Vapor Deposition (MOCVD), the details of which are reported elsewhere [1,2] . Argon was used as the carrier gas at a flow rate of 50 sccm while the chamber pressure was adjusted to 10 mbar.

Substrates were maintained at a constant temperature of 500 °C during the four hours of deposition.

After deposition, samples were allowed to cool till room temperature in argon atmosphere at low pressure before withdrawing from the chamber under ambient atmosphere. Post deposition annealing was performed under ambient air at 300-580 ° C. The annealing time was adjusted to allow a complete oxidation from VO x to V 2 O 5 . While 10 min were sufficient for oxidation at 550 °C, significantly longer times were required at lower temperatures; this can be explained by simple temperature dependent oxidation kinetics. To isolate V 2 O 5 coatings from atmospheric gas phase interactions, ALD of Al 2 O 3 was performed using the sequential introduction of Trimethylaluminium (TMA) and water. The pulse times for each reactant were adjusted to 40 ms with a 15 s purge in between each pulse. The rather large pulse and purge times were chosen to achieve complete conformal coverage over the film.

Film characterization

Total hemispherical reflection (THR) measurements were carried out on obtained by the current method proved to highly pure and feature a porous morphology. Along with a tremendous growth rate and the ability to deposit over a wide variety of substrates, it can be an ideal way to employ them as future battery and energy storage applications.

In conclusion, new and unique properties of these highly researched and industrially relevant materials were investigated and several technologically relevant application concepts were demonstrated. Through this thesis and from the results published in the form of journal publications, I hope to inspire future researchers to further investigate these fascinating and ultra-responsive oxide systems to incorporate their functionality into existing and future applications that are yet to be discovered. Traditionnellement, le comportement de la SMT [1][2][3][4] était vu comme une transition abrupte de résistivité et de réflectivité [5][6][7] et ce n'est que récemment que VO 2 est traité comme un système beaucoup plus complexe qui présente les caractéristiques d'un métamatériau naturellement désordonné avec, à proximité de la transition de phase, la coexistence d'une phase semi-conductrice (M, monoclinique) et d'une autre métallique (R, rutile). [8][9][10][11][12] Étant donné que chaque phase de VO 2 a des propriétés optiques et électriques distinctes, le contrôle de l'étendue de la transition de phase par modulation fine de la température permet l'exploitation de nouvelles propriétés, telles que la modulation de l'émissivité dans la région du proche infrarouge (NIR) et la création de systèmes modèles expérimentaux, réversibles et réinscriptibles, avec potentiellement des applications dans des composants optoélectroniques ou l'invisibilité en IR.

V 2 O 5 est usuellement considéré comme un matériau à haut coefficient de température, TCR 13,14 , qualifiant sa résistance à une propriété physique, et également comme un matériau de choix pour des applications allant de la catalyse, 15,16 aux capteurs de gaz 17,18 et aux batteries au lithium. 19,20 

VII-Revêtements thermochromiques V 2 O 5

Bien que V 2 O 5 soit l'objet de recherches approfondies depuis plus d'un demisiècle, son thermochromisme intrinsèque n'a pas été signalée jusqu'à présent.

Les films de V 2 O 5 déposés par MOCVD sur Si, verre et substrats métalliques dans cette étude, présentent un changement de couleur perceptible induite par la chaleur allant du jaune vif à l'orange foncé. 22,23 Les analyses UV-Vis et la diffraction RX en fonction de la température permettent de corréler le décalage continu et réversible de l'absorption vers le rouge avec la dilatation thermique anisotrope le long de la direction cristallographique (001), soit perpendiculaire aux feuillets constituant la structure lamellaire de l'oxyde. 

  unit cell structure belonging to the Pmnm space group with lattice parameters a=11.510 Å, b=3.563 Å, and c=4.369 Å. It has a layer-like structure and it is composed of distorted trigonal bipyramidal coordination polyhedra of O ions around V ions. The polyhedra share edges to form (V 2 O 4 ) n zigzag double chains along the (001) direction and are cross linked along (100) through shared edges and vertices as shown in figure 1 The distorted polyhedra have a short (1.58 Å) vanadyl bond, [VO] 2+, and four O ions located in the basal plane at distances ranging from 1.78 to 2.02 Å. The sixth O ion in the coordination polyhedron lies along the vertical axis opposite to the V-O bond at a distance of 2.79 Å.

Figure 1 :

 1 Figure 1: Perspective view of two layers of V2O5. V ions are represented as grey balls, O ions as red balls.

Figure 2 :

 2 Figure 2 : (a) Electrical resistivity across the SMT in various vanadium oxide phases 41 and (b) Changes in the crystal structure and electronic properties of vanadium dioxide (VO2) occur during its SMT (V blue; O red). Above 67°C (right), large-amplitude, nonlinear lattice vibrations (phonons) lead to a tetragonal crystal structure with mobile electrons (yellow) indicating that the VO2 is a metal. At lower temperatures (left), the electrons are localized in the atomic bonds in the distorted monoclinic crystal structure indicating that the VO2 is an insulator.

Figure 3 :

 3 Figure 3: Peierls transition in a one-dimensional half-filled chain of atoms. Left: Crystal structure and corresponding band structure for temperatures higher than the critical temperature TC. Right: At low temperatures T < TC a periodic lattice distortion doubles the size of the unit cell (Brillouin zone).

  metallic phase, there exist third intermediate states of VO 2 , where both semiconducting and metallic phases co-exist. This intermediate region was termed as an Inhomogeneous composite medium composed of metallic and insulating domains. Using a "composite medium model" the author 53 described the formation and clustering of the metallic domains. When temperature (T) exceeds the transition temperature (Tc) the conducting clusters become larger and form conducting path throughout the film as shown in figure 4.

Figure 4 :

 4 Figure 4: Schematic diagram of the SMT in VO2 film. The metallic domains start to form nucleation droplets in the film surface sporadically (a), as T approaches TC (b), the domains grow larger and start to form clusters as T increases further. Above TC, the metallic domains form an infinite cluster (c) 64

Figure 5 :

 5 Figure 5: The phase diagram of VO2 and the resistance-temperature curve showing SMT. The shaded area highlights the region of the phase diagram in which the strongly correlated metal (SCM)67 or what we refer to as the metamaterial region.

(figure 6

 6 a). The interaction of light with VO 2 and the underlying sapphire substrate results in essentially complete absorption of the incident light because of critical coupling.

Figure 6 :

 6 Figure 6: (a) reflectivity spectrum at temperatures from 297K to 360 K. At 343 K, the reflectivity drops to 0.0025 at 11.6 um. (b) The integrated emissivity of the VO2-sapphire sample over the 8 to 14 um wavelength range. 69 The continuous and dotted lines in (b) represent the heating and cooling stages of the cycle respectively.

Figure 7 :

 7 Figure 7: Infrared images from a thermal camera shows reversible patterning on a VO2 surface using a laser to draw (i) lines and (ii) dots. (a) VO2 film is maintained at a steady state temperature of 66.5 o C, upon laser irradiation the temperature is instantaneously increased for about 4-5 o C causing localised phase change from a high emissive state to low emissivity state (b)(c). Due to the intrinsic hysteretic behaviour of VO2, the patterns remain without any degradation. Increasing the temperature of the whole film and bringing back to the steady state (d) & (e) erases and resets the VO2 film.

Figure 8 :

 8 Figure 8: Thermochromic transition of yellow to orange colour in V2O5 coatings 73

Figure 9 :

 9 Figure 9: Schematic V-O phase diagram showing, Magnéli series, VnO2n+1, highlighted in blue, while the Wadsley series, VnO2n-1, is highlighted in green.

Figure 10 :

 10 Figure 10: Different thin film growth mechanisms. (a) island growth model, (b) the layer by layer model, and (C) the mixed growth model.1

Figure 11 : 2 A

 112 Figure 11 : An overview of the various stages of film growth over the surface in a CVD process.2

Figure 12 :

 12 Figure 12: (a) Dependence of CVD deposition rate on temperature and (b) Demonstration of deposition rate on reactant concentration for CVD deposition [3,4]

Figure 13 :

 13 Figure 13: Schematic diagram of (a) hot wall reactor and (b) a cold walled reactor.

Figure 14 :

 14 Figure 14: Computer aided drawing of the CVD reactor labelled with each constituent part.

Figure 15

 15 Figure 15 Schematic diagram of the MC200 MOCVD reactor used to grow wafer scale VO2 films.

Figure 16

 16 Figure 16 Photograph of the Annealsys MC200 MOCVD reactor at LIST.

Figure 17 A

 17 Figure 17 A typical ALD cycle is demonstrated. (a) Reactant is chemisorbed on the substrate till saturation occurs. (b) Excess unreacted reactants are purged away. (c) The, coreactant is pulsed and reacts with surface. (d) Excess coreactant and by-products are purged away with inert purge gas.

  films of VO 2 were deposited on silicon substrates by DLI-MOCVD in a vertical warm wall stagnation point flow reactor (Sputnik). Low concentration (5 10 -3 M) ethanol solutions of 99.9% pure Vanadium oxy-tri-isopropoxide ([VO(O i Pr) 3 ] were used as the precursor. Liquid injection was performed in an evaporation tube maintained at 200 o C to secure an instantaneous vaporization of the precursor solution. Substrates were maintained at a constant temperature within the 400-600 o C range during deposition. The precursor injection was maintained at 4 Hz with 2 ms opening time resulting in a liquid flow rate of 2.5 ml min -1 . Nitrogen was used as the carrier gas with a flow rate, 40 sccm and the chamber pressure being adjusted in the 3-9 mbar range. Time of deposition was adjusted from 15 to 180 min allowing the growth of different film thicknesses.

  2 O 5 films were synthesized by oxidising the as deposited VO 2 films in presence of O 2 atmosphere or by annealing the VO 2 films above 300 o C in ambient atmosphere. The appearance of yellow colour upon oxidation confirms the presence of V 2 O 5 . A series of Cr-doped V 2 O 5 thin films was also grown by the implementation of mixed precursor feedstock with adjusted Cr/V ratio. Doping V 2 O 5 films with Cr was achieved by simply mixing at various dilutions a 5 mm ethanol solution of chromium acetylacetonate, Cr(acac) 3 , into the vanadium precursor used for the MOCVD deposition.

  photographic image of a scanning electron microscope.

Figure 18

 18 Figure 18 Detailed schematic of the working principle of a scanning electron microscope and (b) a photographic image of the SEM used for analysis in this study.

Figure 19 :

 19 Figure 19: Surface SEM micrographs of the as deposited VOX film (a) with a nanocrystalline morphology. (b) & (c) show the surface micrographs of V2O5 and VO2 formed after oxidation and reduction treatments respectively. When the electron beam interacts with a sample in a SEM, multiple events occur as shown in figure 20. In general, different detectors are needed to distinguish secondary electrons, backscattered electrons, or characteristic x-rays. Depending upon the accelerating voltage and sample density, the signals come from different penetration depths. After Auger electrons, the secondary electrons come from the next most shallow penetration depth. A secondary electron detector (SED), is used to produce a topographic SEM image. SED images have high resolution that are independent of the material and are acquired from in-

Figure 20 :

 20 Figure 20: Schematic of various kinds of interactions occurring when electron beam is incident on a sample.

Figure 21 :

 21 Figure 21: An EDX spectra of VOx films showing both characteristic and continuous X rays.

Figure 22 :

 22 Figure 22: EBSD analysis of VO2 films showing (a) surface phase map and (b) colour coded crystallographic orientations. It is clearly seen here from (a) that the film is majorly composed of R phase.

Figure 23 :Figure 24 :

 2324 Figure 23: (a) Basic operating principle of a stylus based profilometer, (b) the operation of measuring a surface topography using a contact based stylus profilometer and (c) and photograph of the KLA Tencor table top profilometer used to measure film thickness in this study.
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Figure 25 :

 25 Figure 25: A step height profile over a scratch made by drawing a steel razor across the VO2 film.

Figure 26 :

 26 Figure 26: A schematic representation of Bragg's law.X-ray diffractometers consist of three basic elements: an X-ray tube, a sample holder, and an X-ray detector. In a typical X-ray diffraction instrument, X-rays are generated in a cathode ray tube by heating a filament to produce electrons, accelerating the electrons toward a target by applying a voltage, and bombarding the target material with electrons. When electrons have sufficient energy to dislodge inner shell electrons of the target material, characteristic X-ray spectra are produced. These spectra consist of several components, the most common being Kα and Kβ. Kα consists, in part, of Kα1 and Kα2. Kα1 has a slightly shorter wavelength and twice the intensity as Kα2. The specific wavelengths are characteristic of the target material (Cu, Fe, Mo, Cr). Filtering, by foils or crystal monochrometers, is required to produce monochromatic X-rays needed for diffraction. Kα1and Kα2 are sufficiently close in wavelength such that a weighted average of the two is often used. Copper is the most common target material for single-crystal diffraction, with CuKα radiation = 1.5418Å. These X-rays are collimated and directed onto the sample. As the sample and detector are rotated, the intensity of the reflected X-rays is recorded. When the geometry of the incident X-rays impinging the sample satisfies the Bragg Equation, constructive interference occurs and a peak in intensity occurs. A detector records and processes this X-ray signal and converts the signal to a count rate which is then output to a device.

Figure 27 :

 27 Figure 27 : (a) A bruker D8 diffractometer in the goniometer configuration and (b) temperature control stage with and without the graphite dome that is used to provide inert gas atmosphere.

Figure 28 : 20 Figure 29 :

 282029 Figure 28: Tracking the structural phase transition in VO2 in (a) heating and (b) cooling cycles 20
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 8 Measuring surface resistivity with four probes dates to 1916 where Wenner 140,141 discussed using the technique to measure the earth's resistivity. Both two and four probe methods are the most popular methods for measuring resistivity. Most surface resistivity measurements are made on semiconductor wafers or thin films on a small surface area substrate. Since the measurements are made on finite sized areas, correction factors have to be used based on the sample geometry. This correction factor depends on the sample thickness, edge effects, thickness effects, and the location of the probe on the sample. Many studies have been performed on correction factors, with tables outlining the necessary adjustments. Other considerations that need to be considered for accurate fourpoint probe measurements are the spacing of the probes, and temperature effects. Small spacing differences in probe spacing can cause the resistivity values to vary widely across a sample surface. A high quality four-point head is necessary to get repeatable and reliable resistivity values In the two point probe method,(figure 30b) two voltage probes are at a fixed spacing distance and are moved together along the material surface. Current is sent through one probe and exits through the second probe. The voltage between the two probes is measured be either a potentiometer or a voltmeter. By combining both the voltage (V) and current (I) measurements into the two surface probes, it is possible to calculate material surface resistance (R) between the two probes as Four point probe based instrument as shown in figure 31(b) use a long established technique to measure the average resistance of a thin layer or sheet by passing current through the outside two points of the probe and measuring the voltage across the inside two points. If the spacing between the probe

Figure 30 :

 30 Figure 30: A schematic of two point and four point probe setup to measure resistivity of thin films.142

Figure 32

 32 Figure 32 shows such resistivity vs temperature dependent measurement of a 500 nm VO 2 film. An abrupt and a massive electrical resistivity drop of more than 3 orders of magnitude are noticed when heating VO 2 films above 67 o C. Temperature dependent resistivity is measured by a four point probe while placing the sample on a heater and cycling the temperature from 30 to 80 o C.

Figure 31 :

 31 Figure 31: Change in electrical resistivity of VO2 film with temperature in heating and cooling cycles.

Figure 32 :

 32 Figure 32: (a) Illustration of a Raman scattering process and (b) Schematic of Rayleigh (elastic) and Raman (inelastic) scattering of light on its interaction with matter [15]

Figure 33 :

 33 Figure 33: Photograph of the Renishaw in via Raman spectrometer.



  Wide concentration range: The measured intensity of a Raman species is directly proportional to the concentration. This allows a Raman analysis to measure a species concentration from a fraction of 1% to 100% without sample dilution.  No sample preparation: Unlike most other chemical analysis techniques, Raman requires no special preparation of the sample. In fact, no contact with the sample is needed, because Raman involves only illuminating a sample with a laser and collecting the scattered photons.  Non-destructive Analysis: Raman involves only illuminating a sample, often through a window, with a laser and collecting the scattered photons this makes Raman spectroscopy non-destructive.  Compatible with Common Windows: Can utilize standard sampling containers and windows manufactured of glass, sapphire, transparent polymers, and diamond to measure samples in situ.  Quantitative Raman: Because the intensity of a Raman band is directly proportional to the number of molecules giving rise to the band, then the Raman band can be used to provide a measure of the concentration of a molecule. Short measurement times: A Raman spectrum can, typically, be acquired on a timescale from a fraction of a seconds to several minutes, thus Raman can be used to monitor chemical reactions in "real time." A Raman system is conceptually simple and includes the following main components:  A laser excitation source  Excitation delivery optics  A sample  Collection optics  A wavelength separation device  Detector and associated electronics  A recording device.

Figure 34 :

 34 Figure 34: Photograph of a linkam stage with a glass opening for the laser to shine on the substrate.

Figure 35 :

 35 Figure 35: Temperature dependent Raman spectra of VO2 film showing loss of signal at SMT during heating cycle.20

Figure 36 :

 36 Figure 36: (a) Raman surface mapping of the M1, M2, M1+M2 and R phases as measured at 67.5 o C (each dot correspond to 1x1 µm2 analysis area) and (b) Raman spectra corresponding to the colour-coded used in the mapping.

Figure 37 :

 37 Figure 37: A schematic of the various phenomena occurring when light is incident on a substrate. Transmission measurements involve shining light on a sample and measuring the light transmitted through the sample. The characteristics of the measurements and the points to be aware of differ according to the type of transmitted light measured. This method is generally used on thin transparent film or glass not exceeding approximately 3 mm thickness. Transmission measurements are also used to confirm the almost 100% transmittance found in samples with anti-reflection coatings applied to suppress reflection.

Figure 38 :

 38 Figure 38: A schematic of a spectrophotometer with various components.

Figure 39 :

 39 Figure39: Working of an integration sphere in transmittance and reflectance modes of measurements respectively[17] 

  absorbing light trap to extinguish the specular flux. Reflectance measurements at larger or variable incident angles are performed by placing the sample at the centre of the sphere and rotating it about a fixed input beam. Baffles are placed to prevent the photo detector on the sphere from directly viewing the irradiated sample in either measurement. In the reflectance geometry, a baffle is usually placed between the portions of the sphere wall that receives the specular component as well (Figure39-2). It is best to use a photo detector with a hemispherical field-of-view to reduce any sensitivity to the scatter distribution function of the sample. Figure40shows a picture of the UV/Vis/NIR spectrophotometer with a 150 mm integration sphere.

Figure 40 :

 40 Figure 40: Photograph of the spectrophotometer by Perkin Elmer with a 150 mm integration sphere.

Figure 41 :Figure 42 :

 4142 Figure 41: Resistive heater from Bach ceramics (left) and the temperature controller from Horst used to regulate the temperature. (Right)

  Most thermal-imaging devices scan at a rate of 30 frames per second. They can sense temperatures ranging from -20°C to 2000 o C, and can normally detect changes in temperature of about 0.2 o K There are two common types of thermal-imaging devices:Un-cooled -This is the most common type of thermal-imaging device. The infrared-detector elements are contained in a unit that operates at room temperature. This type of system is completely quiet, activates immediately and has the battery built right in.157,158Cryogenically cooled -These are expensive and more susceptible to damage from rugged use, these systems have the elements sealed inside a container that cools them to below 0 o C. The advantage of such a system is the incredible resolution and sensitivity that result from cooling the elements. Cryogenicallycooled systems can detect a difference as small as 0.1 K. 159,160 IR camera construction is similar to a digital video camera. The main components are a lens that focuses IR onto a detector, plus electronics and software for processing and displaying the signals and images. Instead of a charge coupled device that video and digital still cameras use, the IR camera detector is a focal plane array (FPA) of micrometre size pixels made of various materials sensitive to IR wavelengths. FPA resolution can range from about 160 × 120 pixels up to 1024 × 1024 pixels. Certain IR cameras have built-in software that allows the user to focus on specific areas of the FPA and calculate the temperature. Other systems utilized a computer or data system with specialized software that provides temperature analysis. Both methods can supply temperature analysis with better than ±1°C precision. FPA detector technologies are broken down into two categories: thermal detectors and quantum detectors. A common type of thermal detector is an uncooled micro bolometer made of a metal or semiconductor material. These typically have lower cost and a broader IR spectral response than quantum detectors. Still, micro bolometers react to incident radiant energy and are much slower and less sensitive than quantum detectors. The operation of a quantum detector is based on the change of state of electrons in a crystal structure reacting to incident photons. These detectors are generally faster and more sensitive than thermal detectors. Quantum detectors are made from materials such as InSb, InGaAs, PtSi, HgCdTe (MCT), and layered GaAs/AlGaAs for QWIP (Quantum Well Infrared Photon) detectors. However, they require cooling, sometimes down to cryogenic temperatures using liquid nitrogen or a small Stirling cycle refrigerator unit.

Figure 43 :

 43 Figure 43 : Examples of detector materials and their spectral responses. 161,162

Figure 44 :

 44 Figure 44: Photograph of the FLIR X6580 thermal camera.

Figure 45 : 20 Near

 4520 Figure 45: A series of images taken by a thermal camera during temperature cycling of VO2 films.20
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4. 1

 1 Synthesis of Vanadium oxide films with controlled morphologies: Impact on the metal insulator transition behaviourVanadium oxide films with various morphologies were synthesised by controlling the CVD parameters. SMT behaviour depends greatly on the film porosity and thickness.Temperature of deposition, partial pressure of deposition and precursor concentration play a vital role in determining the morphology of the film which ultimately impacts theSMT. Published as Kumar S, Lenoble D, Maury F. and Bahlawane N. Synthesis of vanadium oxide films with controlled morphologies: Impact on the metalinsulator transition behaviour. Phys. Status Solidi A, 212: 1582-1587 (2015)1 IntroductionVanadium (IV) oxide (VO 2 ) undergoes a reversible phase transition from an insulating monoclinic to a conducting rutile structure around the transition temperature (t c ) 68-70 o C[1]. Intrinsic material properties like electrical resistivity, optical transmission and mechanical strain undergo abrupt changes occurring at MIT[2]. This remarkable behaviour of the material has sparked immense interest and has been actively researched for potential applications ranging from ultrafast nanoelectronic switches, transistors, thermoelectric devices and thermochromic smart windows[3-6].

2 Experimental 2 . 1

 221 Therefore, it is important to properly understand this property with respect to various microstructures and their influence on the grain boundary density and crystallinity. In this study, we grow single phase VO 2 films of various morphologies and crystallinities by varying the deposition parameters to compare the MIT behaviour, hysteresis width (ΔT) and Δp corresponding to each unique microstructure Deposition of VO 2 Thin films of VO 2 were deposited on silicon substrates by DLI-MOCVD in a warm wall vertical stagnation point flow reactor. Low concentration (5 10 3 M) ethanol solutions of 99.9% pure V oxy-tri-isopropoxide ([VO(O i Pr) 3 ] were used as the precursor. Liquid injection was performed in an evaporation tube maintained at 200 o C to secure an instantaneous vaporization of the precursor solution. Substrates were maintained at a constant temperature within the 400-600 o C range during deposition. The precursor injection was maintained at 4 Hz with 2 ms opening time resulting in a liquid flow rate of 2.5 ml min1 . Nitrogen was used as the carrier gas with a flow rate, 40 sccm and the chamber pressure being adjusted in the 3-9 mbar range. Time of deposition was adjusted from 15 to 180min allowing the growth of different film thicknesses. Substrates were allowed to cool to room temperature in nitrogen atmosphere under vacuum before withdrawing from the chamber and no post deposition annealing was performed. All the samples were handled in air after deposition.

  Film thickness was measured using an Alpha step d-500 Profilometer from KLA-Tencor and FEI Helios Nanolab 650 TM scanning electron microscope (SEM). Surface and cross-sectional morphologies were characterized by SEM at a working distance of 4mm with 25kV voltage. X-ray diffraction (XRD) was used to characterize the films using the Bruker D8, with CuK a as the X-ray source. Data were collected in the Ɵ-2Ɵ (locked couple) mode from 2Ɵ of 20 to 60 o with a step size of 0.05 o .

  An increase in grain size and crystalline morphology is observed when the temperature of deposition was increased from 450 to 600 o C. Figure 1 shows SEM micrographs of films deposited at various temperatures. It depicts a transition of morphology from a porous nanocrystalline to a compact microcrystalline to well-formed large crystallites of VO 2 . Thickness of the resulting films was measured at 1.4mm, 800 and 200nm for the deposition temperatures of 450, 500 and 600 o C, respectively.

Figure 1 Figure 2 X

 12 Figure 1 SEM micrographs of VO2 films (a) (b) and (c) deposited at 450 o C, 500 o C and 600 o C respectively. (Chamber pressure of 6 mbar). The average grain size is (a) 14.8nm, (b) 15nm and (c) 130 nm

Figure 3 ( 3 . 3

 333 Figure 3 (a, c) Surface & (b, d) cross-section SEM micrographs of VO2 films grown at 500oC with 5 (a, b) and 2.5mM (c, d) precursor concentration at total pressure 9 mbar) 3.3 Deposition time Highly crystalline well ordered VO 2 films were grown with 2.5mM precursor concentration. Shown in Fig. 4 are cross-section SEM micrographs of films deposited at 575 o C for 15, 30 and 120min, revealing film thicknesses of 90, 150 and 720nm, respectively. The film thickness at different times corresponds to a constant growth rate (5.6) nm/min without an incubation time.

Figure 4

 4 Figure 4 SEM cross-section micrographs of VO2 films deposited at 575 o C for the duration of (a) 15, (b) 30 and (c) 120 minutes 3.5 MIT behaviour of different morphologies It is important to note that due to seemingly numerous ways of synthesising VO 2 films exhibiting MIT behaviour and equally varied number if not more ways of measuring this transition, a wide variety of measurement procedures have been reported like resistivity, transmittance, Raman spectra across the τc. To be able to compare the ΔT and τc for different morphologies, we chose a simple four-point probe resistivity measurement system, which sounds as the most prevalent method depicting the quality of films while still obtaining enough information about the films characteristics. Electrical resistivity of the films was measured during heatingandcoolingofthesampleinthe20-90 o Ctemperature window.

Figure 5 (Figure 6

 56 Figure 5 (a) (b) (c) are SEM surface micrographs and (d) (e) (f) are the cross section of VO2 films deposited at chamber pressure 3, 6 and 9 mbar respectively. (Temperature -450 o C, concentration -2.5mM)

Figure 7

 7 Figure 7 Comparison of the MIT behaviour of VO2 film of thickness 150 nm and 90 nm for the top and bottom plot respectively.

  78 o C.While the film in Fig. 4b has a larger grain size but lack uniform size distribution as observed in thinner films, resulting in a broader ΔT of 12 o C. Films with higher density of grain boundaries and smaller grain size exhibit a diffuse MIT behaviour with a broad ΔT. The T c for both film morphologies is same at 52 o C in the heating phase. In Fig. 8, the top and bottom hysteresis curves correspond to the morphologies as shown in Fig. 1a (porous) and b (compact), respectively. Due to the smaller grain size and the porosity of the film in Fig. 1a, Δρ is diminished and the ΔT is broadened. Films with a compact microstructure, as shown in Fig.1b, exhibit a narrower ΔT and sharper Δρ compared to a porous film. It is, however, interesting to note that the MIT temperature remains relatively unchanged at 52 o C during the heating phase irrespective of the microstructure. On comparing the hysteresis curves obtained from the morphologies of Figs. 4a and 1b shown as the bottom curves of Figs. 7 and 8; we observe a higher Δρ and lower ΔT for films with better crystallinity.

Figure 8

 8 Figure 8 Comparison of the MIT behaviour of VO2 with porous (top) and compact (bottom) films with the thickness of 1.4 µm each.

  were grown by implementing the oxidative sintering technique. The films feature an electrical resistivity change exceeding three orders of magnitude and a narrow hysteresis, 3K. Short heating or cooling pulses are shown to reliably induce the coalescence/confinement of the metallic domains in the metamaterial region. The degree of coalescence was triggered thermally with high precision to provide a reliable electrical switching. Published as Kumar, S., Maury, F. and Bahlawane, N. Electrical Switching in Semiconductor-Metal Self-Assembled VO 2 Disordered Metamaterial Coatings. Scientific Reports 6, Article number: 37699 (2016)IntroductionThe property of exhibiting phase transitions in strongly correlated metal oxides has opened new application possibilities. Vanadium dioxide (VO2) has seen a particular interest owing to its Semiconductor to Metal Transition (SMT) occurring at a temperature (Tc) of 67 o C.1 VO 2 undergoes a first order phase transition from a highly resistive semiconducting monoclinic (M1) phase to a metallic rutile (R)

  deposition chemistry as a potential source of oxygen. It is worth mentioning that the as-grown films represent the VO 2 characteristic Raman signature (figure 1b) but do not feature any obvious sudden change of electrical resistivity upon heating. It is therefore necessary to apply post-treatments to improve the crystallinity of VO 2 films and decrease the density of the grain boundaries.

Figure 1 .

 1 Figure 1. XRD patterns (a) and Raman spectra (b) of (1) as-grown film, (2) pure phase orthorhombic V2O5 (PDF no-750457) obtained after oxidation and (3) monoclinic VO2 M1 phase (PDF no-03-065-2358) obtained upon V2O5 annealing under vacuum. The average crystallite size of V2O5 and VO2 is 22 nm and 27 nm respectively.

Figure 2 .

 2 Figure 2. Scanning electron micrographs showing the evolution of film morphology at different stages of film processing from (a) the as-grown amorphous vanadium oxide film, (b) sintered V2O5 film to a (c) sintered VO2 by vacuum reduction. 4 hours annealing of VO2 at 600°C under vacuum induces a marginal morphological impact (d). The film thickness is 500 nm.

Figure 3 .

 3 Figure 3. Contour plots of X-ray diffraction during the structural phase transition occurring during heating and cooling stages in the ranges: 50 to 80oC (a) and 61 -70oC (b).

Figure 4 .

 4 Figure 4. Temperature-dependent infrared reflectivity in the NIR region: Reflection spectra in the NIR upon heating (a) and the variation in reflection across the transition temperature (b) displayed for the arbitrary selected wavelength λ=2300 nm.

Figure 5 .

 5 Figure 5. (a) Thermal imaging of VO2 film near the phase transition showing the formation of small metallic clusters as purple spots that grow in size with temperature. (b) The fraction of monoclinic and rutile phases calculated from the change of colour in the thermal images during the cooling stage.

Figure 6 .

 6 Figure 6. Change in electrical resistivity with temperature in heating and cooling cycles Electrical resistivity was measured as a function of temperature, figure 6, for a 500 nm thick film on a Si substrate with its native oxide. The SMT induces an electrical resistivity change exceeding 3 orders of magnitude in the temperature range from 60 to 75 o C. If we consider the ratio of sheet resistances R(30 o C)/R(100 o C) 5 orders of magnitude change can be deduced (see figure 7).

Figure 7 .

 7 Figure 7. Electrical resistance in semiconducting monoclinic (M) and metallic rutile (R) phases of the VO2 film in the temperature ranges: (a) 40 -65 o C and (b) 80 -200 o C. Notice the further decrease in resistance long after the SMT with temperature in the cooling and heating stages. The presence of M2 would indeed clarify the observed metallic behavior with positive TCR only above 120 o C. Thermal imaging, figure 5, does not allow distinguishing M1 from M2 phase because of their presumably similar emissivity

Figure 8 .

 8 Figure 8. (a) Surface optical micrograph of a 500 nm thick VO2 film. (b) Raman surface mapping of the M1, M2, M1+M2 and R phases as measured at 67.5 o C (each dot correspond to 1x1 µm 2 analysis area) and (c) Raman spectra corresponding to the colour-coded used in the mapping. Therefore, Raman mapping was performed at 67.5 o C for both wavenumbers (M2:650 cm -1 and M1:620 cm -1 ), figure 8 (b), to spatially localize the distribution 2 analysis area. The red dots in figures 8b represent M1 phase, whereas the green and

Experimental thermal switching behaviour of VO 2 is displayed in figure 9 .

 9 At the background temperature 67 o C the VO 2 films feature the disordered metamaterial structure. This temperature is applied using a heating stage while monitoring the electrical resistance. The highly resistive semiconducting state is considered as an "off" state. A 3 seconds heating pulse T drives the coalescence of the metallic rutile domains in the metamaterial, a state that is retained after the back stabilization of the temperature at 67 o C. This behaviour originates from the difference between the forward and backward transition temperatures due to hysteresis width as illustrated schematically in figure 10. To get the metamaterial back to the "off" state, a cooling pulse for a short duration induces the shrinkage and confinement of the metallic domains. Consequently, the metamaterial features a resistive semiconducting behaviour even when it stabilized back at 67 o C. Hence, short thermal activation pulses are reliably implemented for abrupt manipulation of the electrical properties of VO 2 in the metamaterial state. The amplitude of the thermal pulse activation has a direct impact on the response of VO 2 metamaterial as shown in figure 9 and 10.

Figure 9 .

 9 Figure 9. Thermal switching behaviour of the VO2 disordered metamaterial. The "off" and "on" states are determined by the sudden drop or increase in electrical resistance because of small changes in the temperature given in the form of thermal activation pulses.

Figure 10 .

 10 Figure 10. Schematic representation of the thermal switching process based on the hysteresis curve. The impact of adopting two different amplitudes of the thermal activation is illustrated in (i) and (ii). c→a→b: cooling pulse; b→d→c: heating pulse. Using high strength of the thermal activation pulse as shown in fig 10 (i) allows the "on" and "off" states of the system at points (b) and (d) respectively, thus taking a high benefit of the resistivity change. Whereas a weaker thermal activation pulse as shown in fig 10 (ii) restricts the amplitude of switching. This enables programing the metamaterial to follow virtually any particular switching pattern. Few such examples are experimentally performed and the results are displayed in figure 11. Adjusting the strength of the heating and/or cooling pulses allows manipulating the resistance-switching pattern. This degree of flexibility proves the robustness and reliability of this thermally triggered VO 2 electrical switching metamaterial.

Figure 11 .

 11 Figure 11. Temperature-programed resistance switching of the metamaterial via the adjustment of heating (a), cooling (b) or both heating and cooling (c) activation pulses.

Figure S2 .

 S2 Figure S2. XRD patterns showing the peak shift from monoclinic to rutile and vice versa by (a) heating and (b) cooling the sample. Notice the change in the peak position from 27.9o to 27.6o before and after transition from monoclinic to Rutile phase.

Figure S3 .

 S3 Figure S3. Temperature-programmed Raman analysis during the cooling stage in two close positions on the surface of VO2 film. The left-hand panel represents data from an analysis spot that shows an M1-M2-R transition path, whereas the right-hand panel shows a neighbouring position on the same sample that shows an M1-R transition.

Figure 1 :

 1 Figure 1: Schematic presentation of cermet coating.

2 ,

 2 features three distinct regions marked (a), (b) and (c). During heating stage, the system undergoes an abrupt semiconductor to metal transition (SMT) at 67.5 o C resulting in an emissivity drop of 0.8 to 0.1 within a ΔT of 2 o C. The infrared images in Figure2(i), (ii) and (iii) provide a visual representation of the material undergoing SMT, by formation of metallic puddles in the semiconducting phase, which grow in number and coalesce, thus making the whole layer metallic. These metallic puddles reflect Infra-red radiation and have a lower emissivity.[12][13][14] 

Figure 2 :

 2 Figure 2: Temperature-dependent emissivity of VO2 across the SMT and the infrared images of three selected regions (a, b and c) on the hysteresis curve. Metamaterial region is shown as a shaded area on the hysteresis curve.

19 Figure 3

 193 photovoltaic cells to solar thermal structures and devices.17 Therefore, by controlling the size, shape and density of metallic inclusions, VO 2 coatings clearly place themselves as an attractive and versatile all-oxide alternative. Tuneable emissivity provides a fertile ground for the design and integration of innovative smart light modulation functionalities in existing technologies. Significant research has been done in the field of thermal management for spacecraft and satellites, due to varying exposure to sun illumination. Variable heat rejection surfaces are used to control the heat dissipation mechanisms. One of the earliest techniques of thermal management of spacecraft is by the use of mechanical or electric louvers, where actuating the louvers exposes or conceals a section of surface with a contrasting emissivity, thereby reflecting the IR radiation on demand. Electric louvers based on micro-electro-mechanical systems (MEMS) were introduced to further improve the same mechanism and

Figure 3 :

 3 Figure 3: Variable emissivity as shown from (a) to (f) is achieved by adjusting the minimal temperature of cooling cycle, and beginning the heating cycle immediately. Precise emissivity state can be reached by manipulating the cooling and heating temperatures.

Figure 4 (

 4 Figure 4 (a) Thermally controlled emissivity switch activated by minute temperature instantaneous (a) or sequential (b) double pulses with the amplitude of ±1.5oC.

Figure 1 :

 1 Figure 1: Integrated emissivity of VO2 film as a function of temperature during heating and cooling cycle.

  shows a schematic of these three states namely a high emissivity state at 66 o C, a modular emissivity state between 66-69 o C and low emissivity state above 69 o C.

Figure 2 .

 2 Figure 2. Schematic representation of different states of VO 2 in three different temperature ranges.

Figure 3

 3 Figure 3 modulating the metamaterial region either in hot or cold state by locally triggering the phase transition.

Figure 4 :

 4 Figure 4: Schematic of localized phase transition induced by contact imprinting by a "Hot-Tip"

Figure 5 :

 5 Figure 5: A schematic of localized triggering of SMT by applying an electrical potential.

Figure 6 :

 6 Figure 6: Transferring pattern through an optical mask and inducing SMT by high intensity light.

Figure 7 :Figure 8 :

 78 Figure 7: Schematic of a laser induced phase transition and formation of conducting pathways in semiconducting film

Figure 9 :

 9 Figure 9: Patterns of grids (a), dots (b) and complex matrixes (c) can be easily drawn. In conclusion, we have discussed different concepts of achieving localised phase transition in VO 2 metamaterial, relying on its phase transition. Creating patterns with contrasting optical and electrical features on the same surface and maintaining them at the same temperature we open numerous possibilities for next generation Opto-electronic devices which rely on fast and reliable switching mechanisms and finds use in infrared camouflage, thermal regulation, and IR tagging and other applications.

  5 o C, and passing the laser beam over the surface. Infrared image analysis was conducted using the FLIR X6580SC thermal camera operating in the 1.5-5.1 µm spectral range with an accurate recording at a frequency of 355 Hz in a full 640 x 512 resolution. Temperature-dependent measurements were performed by placing the sample on a heating stage and cycling the temperature form 40 o C to 80 o C while a thermocouple was placed on the sample to measure the surface temperature. The ramp was fixed at 5°C/min in the transition range.

4. 5

 5 Visible thermochromism in Vanadium pentaoxide coatings Vanadium pentaoxide (V 2 O 5 ) coatings grown by MOCVD display visible range thermochromism form pale yellow at room temperature to deep orange at elevated temperatures. The red shift in the reflectance spectra and variation in optical band gap is linked to expansion of V 2 O 5 lattice and the increasing inter planar distance between two adjacent sheets of V 2 O 5

Bianthrones 1 -

 1 where thermochromism arises due to the conformational change, which influences the effective conjugation length of the polymer backbone. Slight change in the structure usually leads to a significant colour shift. Some examples for each category are discussed hereafter: With the increase in temperature; the central double bond expands and weakens, allowing the two non-coplanar anthrone moieties to rotate in their planes. Thus, enabling stereo isomerism with a consequent thermochromism.Schiff bases6,22 -Proton transfer is the basis of thermochromic behavior in many metal Schiff's base complexes. The shift in the keto-enol equilibrium, brought by the thermally influenced pH change is the fundamental aspect of colour change.Spiropryans and Spirooxazines16,23 -Thermally induced molecular rearrangements lead to the change of Spiro carbon hybridization from sp 3 to sp 2 . This change is accompanied by a large delocalization of the electron density, giving rise to electron transitions which fall in visible region of the spectrum thus producing colour and colour change.

  Deposition processThin films of vanadium oxide were deposited on silicon substrates by Direct Liquid Injection (DLI) Metal Organic Chemical Vapor Deposition (MOCVD) in a custom built warm wall vertical stagnation point flow reactor. Low concentration (5x10 -3 M) ethanol solution of 99.9% pure Vanadium (V) oxy-tri-isopropoxide ([VO(O i Pr) 3 ] was used as the precursor feedstock. Liquid injection was performed in an evaporation tube maintained at 225 o C to secure the quasi instantaneous vaporization of the precursor solution. The injection was maintained at 4 Hz with 4 ms opening time resulting in a liquid flow rate of 1.33 ml/min. Argon was used as the carrier gas at a flow rate of 50 cm 3 /min while the chamber pressure was adjusted to 10 mbar. Substrates were maintained at a constant temperature of 500 o C during the four hours of deposition.After deposition, the samples were allowed to cool to room temperature in argon atmosphere under low pressure before withdrawing from the chamber and further handling under ambient atmosphere. A post deposition anneal was performed under ambient air at 550 o C.A series of Cr-doped V 2 O 5 thin films was also grown by the implementation of mixed precursor feedstock with adjusted Cr/V ratio. Doping V 2 O 5 films with Cr was achieved by simply mixing at various dilutions a 5 mM ethanol solution of chromium acetylacetonate, Cr(acac) 3 , into the vanadium precursor used for the MOCVD deposition.

  Figures 1(a) and (b) display the surface and cross section micrographs of asdeposited films which exhibit a highly nano-porous structure. Upon oxidation, grains coalesce, grow in size and exhibit apparent sheet like terraces. The porosity of the films is retained as shown in the surface and cross section micrographs in figures 1(c) and (d) respectively. The layered sheet like morphology of the grains shown in Figure 1(c) is characteristic of orthorhombic V 2 O 5 . 46,47 X ray diffraction and Raman spectroscopy of the oxidized films, shown in figure 2, reveal the single phase pure V 2 O 5 nature of the resulting films from the oxidative post annealing. The presence of all expected XRD peaks indicate the polycrystalline nature of the film. The comparison of the relative intensities with

Figure 1 :

 1 Figure 1: Surface (a/c) and corresponding cross-section (b/d) micrographs of as-deposited (VOx)/annealed (V2O5) films respectively. Temperature-dependent XRD was performed under ambient atmosphere in the 25-300 o C range. It is interesting to notice from figure 3 that, while peak positions and intensity remain constant, the peak corresponding to (001) orientation shows a regular and reversible shift towards low diffraction angles with increased temperature. This shift is a clear indication of the anisotropic expansion of the lattice along the 'c' direction. The contour plots in figure 3(b) clearly show (001) peak shifting gradually toward low values of 2 theta upon heating while the (200) peak remains unaffected. On cooling to room temperature, the reverse shift occurs uniformly without any hysteresis effect as shown in figures 3(c) and (d).Figure 4 shows the variation in

Figure 4

 4 shows the variation in the calculated lattice parameters from the XRD data as a function of temperature.

Figure 2 :

 2 Figure 2: (a) X-ray diffractogram and (b) Raman spectrum of the oxidized films indicating the formation of single phase V2O5 film. Panel (a) corresponds to Miller indices of the diffraction peaks, attributed to the orthorhombic V2O5 per PDF no [00-041-1426]. Each indicated peak in the Raman spectrum corresponds to V2O5.

Figure 3 :

 3 Figure 3: (a) Temperature-dependent X-ray diffraction of V2O5 film and (b) contour plot of the peaks corresponding to (200) and (001) reflexes. Notice the peak of (001) orientation shifting gradually with increasing temperature. Both contour plots correspond to a Δ(2θ) = 0.6°. The reversibility of the thermochromism is monitored in (c) and (d) by measuring the shift of the reflex (001) in the heating and cooling stages.

  (a), reveals a red shift of the Raman vibration modes due to thermal expansion. Relative frequency shift (w 0 /w, where w 0 is the frequency at 30°C) for each vibrational mode is plotted as a function of temperature in figure 5(b). This shift shows which bonds undergo modifications due to thermal excitation.

Figure 4 :

 4 Figure 4: Variation of V2O5 lattice parameters 'a', 'b', and, 'c' with respect to temperature. Lattice parameters 'a' and 'b' are insensitive to the temperature, whereas the parameter 'c' features a linear increase with the temperature. V 2 O 5 has a layered structure, as illustrated in figure 6. For the sake of convenience, let us name the sheets shown as layer "A" and layer "B". The vanadium and oxygen atoms for sheet "A" are denoted as V a and O a and those of sheet "B" are V b and O b . Each unit cell comprises VO 5 square pyramids. These pyramids having O a1 /O b1 at their apexes and are connected through their bases

Figure 5 :

 5 Figure 5 : (a) Temperature-dependent Raman scattering of pure V2O5 films. (b) Raman shift for each individual vibrational mode with respect to increasing temperature (w0 is the frequency at 30°C).This corresponds to the stretching of V a -O a1 or V b -O b1 bonds. Hence, we can conclude that the bond length between V and O from the top of the pyramid does not change as the temperature increases. However, we do notice an increase in the lattice parameter 'c' from the XRD analysis. This means, while the bond length of V a -O a1 remains constant, there is an increase in the bond length of V a -O b1 and V b -O a1 exclusively. Therefore, an expansion in the (001) direction can be visualized as if each individual sheet is moving apart from each other due to the elongation of the weak bonds holding the two sheets in place, thus expanding the interlayer space. This kind of anisotropic expansion enables the V 2 O 5 lattice to host ions with important application in energy storage, sensing and electrochromism.35 

Figure 6 :

 6 Figure 6: An illustration of V2O5 lattice showing the layered sheet like structure. Individual sheets are held together by the weak Va-Ob1 and Vb-Oa1 interactions.

Figure 7 :

 7 Figure 7: Temperature-dependent total hemispherical reflectance (THR in %) for V2O5 films under ambient atmosphere during (a) heating and (b) cooling stages. (c) THR at 550 nm plotted versus temperature during heating and cooling cycle.The total hemispherical reflectance measured in the range from 400 to 800 nm as a function temperature, figure7, indicates a thermochromic behavior of V 2 O 5 .

Figure 8 :

 8 Figure 8: Optical energy band gap calculated as function of temperature from the reflectance spectra.The optical band gap E g was calculated as function of temperature using the temperature-dependent reflectance spectra, by Tauc's equation, αhν = B(hν-Eg) r . Where, α is absorption coefficient, Eg = the optical energy gap of the film, B = a constant, hν = the incident photon energy and r is a numeric value equal to 1/2 for allowed direct transitions and 2 for allowed indirect transitions. The optical energy gap is estimated by plotting (αhν) 1/r versus (hν), then interpolating the straight line to the photon energy axis at the value (αhν) 1/r = 0. The obtained data

Figure 9 :

 9 Figure 9: Photographs taken at different temperature intervals of coated silicon substrate with V2O5 films in ambient atmosphere.

Figure 9

 9 Figure 9 evidences the thermochromism of V 2 O 5 coated silicon substrates. A change of colour from bright yellow to deep orange is observed as the temperature increases under ambient air. This behavior is robust and highly reproducible. The V 2 O 5 layers are highly stable and do not undergo reduction into other oxides of vanadium under ambient atmosphere at elevated temperatures. This high thermal stability of the thermochromic coating is noteworthy. This thermochromic behavior persists even when the V 2 O 5 layer was encapsulated by a thin transparent layer of 20 nm Al 2 O 3 to avoid the interaction with ambient air. The thermochromic behavior of V 2 O 5 films with various thicknesses was investigated to clarify the potential attribution of the thermochromism to the extreme surface state. The results displayed in figure 10(a) highlight various

Figure 10 :

 10 Figure 10: (a) Temperature-V2O5 films on silicon substrates and (b) the differential spectra referring to the obtained spectra at 50°C.

Figure 11 :

 11 Figure 11 : Photographs of (a) un-doped V2O5, (b) 0.21%; (c) 2.41% and (d) 4.34% Cr doped V2O5 at room temperature.The impact of temperature on the Cr-doped films is shown in figure12(a) for the doping concentration of 4.34%. A clear perceptible colour change is observed.Although not as impressive as for non-doped V 2 O 5 , Cr-doped films feature a

deposited V 2 O 5

 25 figure 1(a), indicate the formation of pure phase polycrystalline V 2 O 5 throughout the range of oxidation temperature. The peaks at 2θ = 15.3, 20.3, 21.8 and 26.1 are assigned to the (200), (001), (101) and (110) lattice planes of orthorhombic structure of V 2 O 5 (PDF-000411426). Higher oxidation temperatures (500 o C) improved the crystallinity and resulted in strongly 'c'oriented films. This is attributed to the increased coalescence to form larger crystallites as shown in figure 1(b). No measurable variation in the lattice parameters could be observed. Films feature a highly porous morphology at the oxidation temperatures of 350 o C and gradually transform to large crystallites at 550 o C with reduced porosity. The average crystallite size, calculated using the Scherrer's equation increased from

Figure 1 :

 1 Figure 1: (a) X-Ray diffractograms of V2O5 films oxidised at different temperatures reveal formation of pure, single phase orthorhombic structure as per PDF no [000411426] and (b) surface scanning electron micrographs of the oxidised films at 350°C, 450°C and 550°C.

Figure 2 .

 2 Figure 2. (a) Room temperature THR spectra of samples oxidised at 350, 450 and 550oC. (b) Dependence of the brightness of the coatings with the ratio of XRD intensity I200/I001 and (c) the variation of optical energy band gap as a function of oxidation temperature for both pristine V2O5 as well as Al2O3 coated V2O5.

  figure 3 (a), (b) and (c) respectively. On heating the samples from RT to 250 o C, a red shift is observed with a slight decrease in the brightness of the coatings.

Figure 3 :

 3 Figure 3: Temperature-dependent , demonstrating thermochromic behaviour of samples oxidised at (a) 350 oC, (b) 450 oC and (c) 550 oC respectively. Inset for each panel displays the photographic image of V2O5 coatings at room temperature and 300oC respective to each oxidation temperature.

V 2 O

 2 5 coatings obtained by oxidation at 350 o C, 450 o C and 550 o C is 0.018, 0.033 and 0.032 Δ%R/ o C. Hence samples obtained by oxidation at 450 o C and 550 o C feature a similar sensitivity and are almost twice as much sensitive to temperature changes compared to the one obtained by oxidation at 350 o C.

Figure 4 :

 4 Figure 4: Variation of brightness as a function of temperature for V2O5 obtained by oxidation at 350 o C, 450 o C and 550 o C .

Fig. 1 (Fig. 1 (

 11 Fig. 1(i) shows the plot of surface roughness versus oxidation temperature and Fig. 1 (ii) shows the roughness profile of the coatings obtained by oxidation at (a) 350 °C, (b) 450 °C and (c) 550°C over a scanning distance of 0.8 mm. The brightness of the coatings is defined as the total area under the curve over the full range of visible spectrum (400-800 nm). The curve plotted with brightness versus oxidation temperature shown in Fig. 2 has a bell curve profile with maximum at 450 °C and a brightness of 50%. Temperature-dependent optical spectra in the visible region are shown in Fig. 3 for coatings obtained by oxidation at (a) 350°C, and (b) 450°C and (c) 550°C respectively. THR at specific wavelengths like 535 nm, 555 nm and 575 nm was compared among the films obtained by oxidation at 350°C, 450°C and 550°C in Fig. 4. Lastly Fig. 5 shows the photographic images of thermochromic V 2 O 5 coatings at both room temperature and 300°C.

Figure

  Figure S1: (i) Surface roughness increases linearly with oxidation temperature. (ii) Roughness profile of coatings oxidised at (a) 350 o C, (b) 450 o C and (c) 550 o C measured using a profilometer tip dragging across the surface with a scan distance of 0.8 mm.

Figure S2 :

 S2 Figure S2: Brightness versus oxidation temperature curve indicates a maximum brightness at 450 o C. It is noteworthy that sample colour is bright yellow at this oxidation temperature.

Figure S3 :

 S3 Figure S3: Temperature dependent optical spectra of coatings obtained by oxidation at (a) 350 o C, (b) 450 o C and (c) 550 o C respectively.

Figure S4 :

 S4 Figure S4: Plot of THR at (a) 535 nm, (b) 555 nm and (c) 575 nm versus temperature for V2O5 coatings annealed at 350 o C, 450 o C and 550 o C respectively.

Figure S5 :

 S5 Figure S5: Photographs of V2O5 coatings on silicon wafer, obtained by oxidation at different temperatures. Thermochromic colour change for each film is shown upon heating the films from room temperature (1st row) till 300 o C (2nd row)
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 2123 Dans ce mémoire, nous nous concentrons sur les propriétés optiques du matériau, en particulier l'effet thermochromique dans le visible des revêtements V 2 O 5 synthétisés par MOCVD suivi d'un recuit oxydant. L'impact du dopage et de la production sélective et contrôlée de déficits en oxygène sur la propriété thermochromique est discuté. II-Croissance MOCVD de VO Cas I : réacteur « Spoutnik » Des films minces de VO 2 ont été déposés sur des substrats en Si par DLI-MOCVD dans un réacteur vertical à jet frappant et à paroi tiède fait « maison » (Spoutnik). De faibles concentrations (5 mM) de solutions d'éthanol (pureté initiale 99,9%) de vanadium(V) oxy-tri-isopropoxyde [VO(O i Pr) 3 ] ont été utilisées en tant que précurseur. L'injection de la solution liquide a été réalisée dans un tube d'évaporation maintenue à 200°C pour garantir une vaporisation quasi instantanée de la solution de précurseur. Les substrats ont été maintenus à une température constante dans la gamme 400-600 o C. Au cours du dépôt, l'injection de précurseur a été maintenue à 4 Hz avec 2 ms de temps d'ouverture produisant un débit de liquide de 2.5 ml.min -1 . L'azote a été utilisé comme gaz porteur avec un débit de 40 sccm, la pression de la chambre était ajustée entre 3 et 9 mbar et le temps de dépôt a été varié entre 15 et 180 min pour contrôler différentes épaisseurs. Une fois recouverts, les substrats ont été refroidis à température ambiante à basse pression sous atmosphère d'azote avant d'être retirés de la chambre. Aucun recuit de post-dépôt n'a été effectué. Tous les échantillons ont été manipulés à l'air après dépôt. Cas II : réacteur « MC200 » Des films d'oxyde de vanadium ont également été déposés sur des substrats de Si en utilisant un réacteur commercial MOCVD de plus grande capacité (MC200, AnnealSys). C'est un réacteur à paroi tiède équipé d'un système à injection de résistivité électrique lors du chauffage au niveau de la SMT. Il fut donc nécessaire d'appliquer des post-traitements pour améliorer la cristallinité de ces films VO 2 et diminuer ainsi la densité des joints de grains. Processus d'oxydation-réduction des films VO x Deux approches ont été mises en oeuvre pour induire le frittage des films VO 2 . Le recuit sous vide en l'absence d'oxygène a été effectué à 600°C directement dans la chambre de dépôt. Comme cette température est bien au-dessous du point de fusion (1970°C) de VO 2, aucun frittage significatif n'a eu lieu. La deuxième approche implique la conversion préalable de VO 2 en V 2 O 5, cette dernière phase présentant un point de fusion plus bas (690 °C) le frittage doit en être favorisé.Cette approche fut réussie. La conversion de VO 2 à V 2 O 5 a été effectuée sous la pression partielle d'O 2 de 0,01 mbar. La température a été fixée à 600 °C pour induire un frittage efficace sur une période de courte durée (1 h) et simplifier ce procédé en plusieurs étapes en maintenant constante la température du substrat.Les films V 2 O 5 frittés subissent ensuite une réduction en VO 2 à la même température (600°C) en l'absence d'oxygène. La morphologie observée dans les micrographies de surface de la figure 1 montre l'évolution de la microstructure du film à différentes étapes du procédé, de grains nano poreux à de grands domaines bien formés. Au moment de la réduction sous vide, V 2 O 5 libère de l'oxygène sans affecter de manière significative la morphologie dense obtenue.Un traitement prolongé dans ces conditions donnerait V 2 O 3 mais ce n'était pas le but. L'étape de frittage par oxydation donne bien la phase orthorhombique V 2 O 5 qui se transforme en VO 2 monoclinique (M 1 ) après recuit sous vide.

Figure 1 :

 1 Figure 1: Etapes d'oxydation et de réduction des films d'oxyde de vanadium élaborés dans le réacteur MC200. III-Impact de la morphologie sur la SMT de films VO 2 Un contrôle précis de la croissance de films VO 2 avec une large gamme de morphologie a été obtenu en faisant varier les paramètres de dépôt dans le procédé DLI-MOCVD telles que la température, la pression, la concentration du précurseur et le temps de dépôt. Dans cette série, une transition typique métalsemiconducteur (SMT) t c = 52 °C a été mesurée. La variation des paramètres de dépôt a permis la croissance de films nanocristallins très poreux et d'autres plus denses, avec des tailles de cristallite contrôlées jusqu'à plusieurs centaines de nanomètres. L'oxy tri-isopropoxyde de vanadium (V) a été utilisé dans cette étude en tant que précurseur source unique. Les films poreux présentent un changement de résistivité diffus à travers la température de transition tandis que les films cristallins ont une variation abrupte et importante de résistivité. Cela a permis de corréler le comportement de la SMT aux différentes morphologies. Les figures 2 et 3 montrent les micrographies de films VO 2 avec des morphologies et épaisseurs différentes. La figure 4 montre le comportement SMT des films à haute porosité par rapport aux films compacts.

Figure 2 :

 2 Figure 2: (a, c) micrographies MEB de surface et (b, d) de section transversale de films VO2 déposés à 500 °C avec 5 (a, b) et 2,5 mM (c, d) de concentration de précurseur et une pression totale de 9 mbar.

Figure 3 :

 3 Figure 3: Micrographies MEB de section transversale de films VO2 déposés à 575°C pour une durée de (a) 15, (b) 30 et (c) 120 min.

Figure 4 :

 4 Figure 4: Comparaison du comportement SMT de films VO2 avec une microstructure poreuse (haut) et compacte (bas) pour une épaisseur de 1,4 μm chacun. Conclusion de ce chapitre. Par MOCVD à partir de [VO(O i Pr) 3 ] on a fait croître des couches minces de VO 2 avec différentes microstructures et morphologies. Ce procédé a été utilisé pour produire des films d'épaisseur allant de 90 nm à 3 μm avec un contrôle fin de la porosité, la cristallinité et la taille des grains. Cette étude révèle que la morphologie joue un rôle de premier plan sur le comportement de la SMT. L'épaisseur du film, la granulométrie, la porosité, la cristallinité et la forme des cristallites ont tous un impact sur les ΔT, différence de résistivité électrique (Δρ) et Température de transition (Tc). Fort de ces constats, nous avons la liberté et la capacité d'affiner la croissance des films et la SMT selon l'application souhaitée.

Figure 5 :

 5 Figure 5: Variation de la résistivité électrique d'un film VO2 avec la température lors des cycles de chauffage et de refroidissement.

Figure 6 :

 6 Figure 6: (a) Imagerie thermique du film VO2 près de la SMT montrant la formation de petits domaines métalliques comme taches violettes qui croissent avec la température. (b) Variation de la fraction des phases monoclinique et rutile calculée à partir du changement de couleur dans les images thermiques pendant l'étape de refroidissement.

Figure 7 :

 7 Figure 7: Comportement de commutation thermique du métamatériau désordonné VO2. Les états "off" et "on" sont déterminés par la chute soudaine ou l'augmentation de la résistance électrique en raison de petits changements de température donnés sous forme d'impulsions d'activation thermique.

Figure 8 :

 8 Figure 8: Représentation schématique du processus de commutation thermique à partir de la courbe d'hystérésis. L'impact de l'adoption de 2 amplitudes différentes de l'activation thermique est illustré en (i) et (ii). c → a → b: impulsion de refroidissement; b → d → c: impulsion de chauffage.

Figure 10 :

 10 Figure 10: L'émissivité variable telle qu'indiquée de (a) à (f) est obtenue en ajustant la température minimale du cycle de refroidissement et en commençant immédiatement le cycle de chauffage. On peut atteindre un état d'émissivité précis en ajustant les températures de refroidissement et de chauffage.Conclusion de ce chapitre : le concept de cermet intelligent a été introduit en utilisant des films de VO 2 dans la plage de température de l'état métamatériau. VO 2 et les oxydes corrélés avec SMT en général, peuvent être des candidats idéaux à l'avenir pour la modulation de la lumière, la réflectivité IR et l'émissivité thermique pour ne citer que quelque uns. Nous avons montré que la modulation optique de VO 2 est déclenchée thermiquement.25 Un champ électrique ou une contrainte mécanique26 peuvent également être mis en oeuvre pour actionner la SMT de VO 2. La combinaison de cette propriété des matériaux fortement sensible avec les technologies existantes et à venir ouvre d'innombrables possibilités pour intégrer des fonctionnalités innovantes dans la modulation de la lumière et la collecte de l'énergie solaire.

Figure 11 : 5 VI. 1 -VI. 2 -VI. 3 - 5 V 2 O 5 a

 115123525 Figure 11: les images IR à partir d'une caméra thermique montrent un motif réversible sur une surface VO2 à l'aide d'un laser pour tracer des lignes (i) et (ii) des points. (a) un film VO2 est maintenu à une température stable de 66.5 C, lors d'une irradiation laser, la température est instantanément augmentée dans la zone d'interaction d'environ 4-5°C provoquant un changement de phase localisée d'un état émissif élevé à un état émissif bas (b) (c). En raison du comportement d'hystérésis intrinsèque de VO2, les motifs restent sans aucune dégradation. L'augmentation de la température de l'ensemble du film et son retour à l'état d'équilibre (d) et (e) efface et remet à zéro l'état du film VO2. Une autre utilisation très intéressante et unique de l'état métamatériau de VO 2 est illustrée à la figure 11, où une ardoise IR est démontrée. En induisant un changement de phase localisé par irradiation laser, nous pouvons modifier l'émissivité de la région exposée tout en conservant le reste du fond continu intact. En raison de la grande différence dans la valeur d'émissivité, une caméra thermique affichera des couleurs contrastées pour les deux régions d'émissivité différentes. Tant que la température est maintenue constante, les motifs restent

Figure 12 (

 12 Figure 12 (a) Diffraction des RX vs la température du film V2O5 et (b) trame de contour des pics correspondant aux réflexions (200) et (001). Notez le déplacement progressif du pic (001) avec l'augmentation de la température. Les 2 parties du contour correspondent à un Δ(2θ) = 0.6°. La réversibilité du thermochromisme est vérifiée en (c) et (d) en mesurant le décalage de la réflexion (001) lors du chauffage et du refroidissement. L'absence d'une transition abrupte représentée sur les figures 12 et 13 montre que thermochromisme de V 2 O 5 est un phénomène continu et ne résulte pas d'un phénomène de transition de phase. La figure 14 montre le schéma de la structure en couches de V 2 O 5 avec les différentes liaisons V-O et qui permettent de distinguer clairement celles qui sont responsables de l'expansion du réseau. La figure 15 montre les photographies de films V 2 O 5 en transition thermochromique du jaune à l'orange lors du chauffage.

Figure 13 :

 13 Figure 13: Réflectance totale hémisphérique (THR en%) vs la température pour V2O5 sous atmosphère ambiante pendant (a) le chauffage et (b) le refroidissement. (c) THR à 550 nm par rapport à la température pendant le cycle de chauffage et de refroidissement.

Figure 14 :

 14 Figure 14: Illustration des feuillets de V2O5 montrant qu'ils sont retenus entre eux par les interactions faibles de Va-Ob1 et Vb-Oa1.

Figure 15 :

 15 Figure 15: Photographies prises à différentes températures du substrat de silicium revêtu avec des films V2O5 dans l'atmosphère ambiante.

Figure 16 : 5

 165 Figure 16: Photographies à la température ambiante (a) de films V2O5 non dopé, et de V2O5 dopé au Cr avec des niveaux de dopant de (b) 0,21%; (c) 2,41% et (d) 4,34%. Conclusion de ce chapitre. Des films polycristallins et monophasés de V 2 O 5 ont été synthétisés par DLI-MOCVD suivi d'une oxydation thermique des films VO X tels que déposés. Les films résultants présentent un excellent thermochromisme réversible et continu, du jaune vif à la température ambiante à l'orange profond à des températures supérieures. Bien que des fonctionnalités de V 2 O 5 aient été mises en évidence pour une grande variété d'applications, le thermochromisme n'a jamais été signalé jusqu'à ce jour. La diffraction RX et le Raman en fonction

Figure 17 :

 17 Figure 17: dépendance de la dérivée de la THR ( ) vs la température montrant un comportement thermochromique d'échantillons oxydés à (a) 350°C, (b) 450°C et (c) 550°C respectivement. Pour chaque température de post-oxydation, l'image photographique insérée montre l'aspect des revêtements V2O5 à température ambiante et à 300 o C.
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  Interaction of light with vanadium oxides has sparked immense interest in the research community for both VO 2 and V 2 O 5 .VO 2 is famous for its property of undergoing thermochromic transition to significantly reflect NIR radiation upon heating beyond its phase transition temperature. In the semiconducting state, it allows transmission of IR radiation and in the metallic state it switches to IR reflective state. This property has

	68	who
	demonstrated a perfect absorber at wavelength of 11.6 μm comprising an ultra-
	thin film of VO 2 on a sapphire substrate. The coatings can be tuned into the
	perfect absorption state by varying the temperature near the SMT. In this
	transitional state, the film comprises nanoscale structures of metallic and
	insulating VO 2 , and the resulting effective medium behaves as a tunable

sparked a great deal of research in developing VO 2 as smart window coatings for energy efficient buildings and IR reflective devices, thermal cameras, optical modulators etc. All these applications take in to account the phase change occurring from semiconducting to metallic phase.

Probing the physics of this intermediate state is still at an early stage because the material quality of VO 2 films has only recently been improved to the point where a complex region such as the intermediate state of the phase transition can be explored with reproducibility. The SMT in this material has been known for over 50 years; careful thermal profiles and composition control are required to obtain reversible transition properties. Studies on thin film VO 2 with reproducible phasetransition properties can be considered an emerging field, and within that, the intermediate state (i.e., a mixture of metallic and insulating states) is now being recognized as an opportunity, especially given recent interest in metamaterials that often require composite structures comprising domains of sub wavelength dimensions with vastly different optical properties. Some pioneering work has been done in this regard by M. Kats disordered metamaterial with large optical absorption at infrared frequencies

  with Ar and O 2 (10:1) atmosphere, and a substrate temperature of about 500 o C. The partial oxygen pressure was found to be critical for the preparation of the pure VO 2 phase, for as many as thirteen different phases ranging from V 4 O to V 2 O 5 could exist in the system. The as-deposited samples were annealed for about an hour at the same temperature and pressure to obtain the VO 2 that feature sharp SMT. Soon after, Kim and Kwok 94 reported that they were successful in depositing high quality VO 2 films on sapphire by PLD at high temperature without post-annealing. Maaza et al,[START_REF] Maaza; Bouziane; Maritz; Mclachlan | Direct Production Of Thermochromic Vo2 Thin Film Coatings By Pulsed Laser Ablation[END_REF] was the first to claim room temperature growth of VO 2 by PLD, and the as-deposited films showed rather sharp phase transitions at around 70 o C, though it has not yet been reproduced by any other group. PLD of VO 2 thin films has been done on variety of substrates, including silicon, glass, sapphire, fused silica and quartz.[START_REF] Sobhan | Thermochromism Of Sputter Deposited Wxv1-Xo2 Films[END_REF] In 2004, Suh et al51 described the effect of nucleation and growth of VO 2

	Pulsed laser ablation as a deposition technique was realized in the late 1980s,
	and it was first used for VO 2 deposition by Singh et al in 1993
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. They used a KrF pulsed excimer laser (248 nm) to ablate a metallic vanadium target in UHV deposition chamber

3.1.1 Chemical Vapour Deposition. (CVD)

  

	A CVD reaction is governed by thermodynamics, that is the driving force which
	indicates the direction the reaction is going to proceed (if at all), and by kinetics,
	which defines the transport process and determines the rate-control mechanism,
	in other words, how fast it is going. Chemical thermodynamics is concerned with
	the interrelation of various forms of energy and the transfer of energy from one
	chemical system to another in accordance with the first and second laws of
	thermodynamics. In the case of CVD, this transfer occurs when the gaseous
	compounds, introduced in the deposition chamber, react to form the solid deposit
	and by-products gases.			
	Chemical vapor deposition is a synthesis process in which the chemical
	constituents react in the vapor phase near or on a heated substrate to form a
	solid deposit. The number of chemical reactions used in CVD is considerable and
	include	thermal	decomposition	(pyrolysis),	reduction,	hydrolysis,
	disproportionation, oxidation, carburization, and nitridation. These reactions can
	be activated by several methods. The most important are as follows:	
	Thermal activation: This takes place at high temperatures i.e., 400 -900°C,
	although the temperature can also be lowered considerably (300-500 o C) if metal
	organic precursors are used (MOCVD).			
	Plasma activation: That typically takes place at much lower temperatures, i.e.,
	300-500°C but use plasma to activate the reactant species	
	Photon activation: Uses shortwave ultraviolet radiation, which can occur by the
	direct activation of a reactant or by the activation of an intermediate.	
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  Gaudon et al,41 V 2 O 5 powder was blended with Cr 2 O 3 to investigate the thermally induced colour change. Surprisingly the intrinsic thermochromic behavior of V 2 O 5 seems to be overlooked. It should be cautiously noted that another oxide of vanadium, namely VO 2 , is extensively studied for its thermochromic behavior in the infrared spectral range,42 but we strictly restrict this study to V 2 O 5 for all purposes. In this work, we shed light on the intrinsic visible thermochromism in pure and chemically doped vanadium pentoxide (V 2 O 5 ) thin films at elevated temperatures.

  Dans cette thèse, la croissance et la caractérisation de films minces VO 2 et V 2 O 5 sont décrites et discutées avec un focus particulier sur l'impact des conditions de dépôt sur la qualité de la SMT de VO 2 et sur les propriétés optiques, notamment les propriétés thermochromiques dans le cas de V 2 O 5 .

	Annexe 1
	Extended summary in French
	I-Introduction -Etat de l'art
	Les oxydes fortement corrélés sont largement étudiés pour de nombreuses
	applications dans des composants exploitant par exemple la supraconductivité à
	haute température, la magnéto-résistance colossale, La sensibilité au champ
	magnétique. Les oxydes de métaux de transition constituent la majorité des
	systèmes d'oxydes fortement corrélés, incluant donc des oxydes de vanadium,
	en particulier VO 2 et V 2 O 5 qui sont les deux phases les plus étudiées pour
	diverses applications, notamment en raison d'une transition semiconducteur-
	métal (SMT) à basse température pour VO 2 .
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Abstract

Precise control over the growth of VO 2 films with different morphologies is achieved by varying the deposition parameters in the DLI-MOCVD process such as temperature, pressure, concentration of precursor and time of deposition. In this study, thin films of VO 2 with wide range of morphologies having Metal to Insulator Transition (MIT) temperature of (t c ) 52 o C were deposited. Adjusting the process parameters has allowed the growth of highly porous nanocrystalline films and dense microcrystalline films with controlled crystallite size up to several hundred nanometres. Vanadium (V) oxy tri-isopropoxide was used in this study as a single source precursor. Porous films lead to a diffuse change in resistivity across the transition temperature while the crystalline films have sharp and high resistivity drop (Δp). This enabled a qualitative study of the MIT behaviour with respect to the microstructure of the films and correlates the effect of deposition conditions to the obtained morphologies. Fine control over the morphology without additional doping or post deposition process provides the ability to tailor VO 2 thin films for their respective applications.

Post deposition thermal treatment

Two approaches were implemented to induce the sintering of VO 2 films.

Annealing under vacuum in the absence of oxygen was performed at 600°C directly in the deposition chamber. As this temperature is far below the melting point (1970°C) of VO 2 , no significant sintering took place as shown in figure 2 (ad). The second approach involves the conversion of VO 2 to V 2 O 5 , that exhibits a lower melting point (690 o C), prior sintering. This approach proves to be successful as displayed in figure 2 Structural phase transition is studied by tracking the changes in peak position from X-ray diffraction data as shown in figure S2. It is interesting to notice an apparent peak shift from monoclininc to rutile occurring abruptly over a narrow temperature range. However, no trace of M2 phase was detected (mains peaks expected at 27.4° and 28.3° after PDF 01-076-0673), which might be due to the small fraction of M2 when compared to M1. In this condition, it is likely that the implemented XRD technique is not able to capture the weak M2 signal. 

Light Modulation in

Methods

VO 2 films were deposited on silicon substrates using direct liquid injection MOCVD (MC200 from Anneal Sys), which is a stagnation point-flow warm-walled reactor. Cyclohexane solution containing 5x10 -3 mol/l of vanadium (IV) oxy-triisopropoxide is used as a single-source precursor which was maintained under nitrogen atmosphere at room temperature before its injection into the evaporation chamber at a frequency of 2 Hz and a feeding rate of 1 g/min. The pressure and temperature of the evaporation chamber were maintained at 0.6 mbar and 200°C during deposition respectively. The substrate is maintained at 600 0 C during the 2 hours of deposition and the subsequent heat treatments.

An hour-long annealing was performed right after the deposition under oxygen partial pressure of 1x10 -2 mbar. The sample is then further subjected to annealing under vacuum acting as a reducing atmosphere for 4 hours. The chamber is allowed to cool down to withdraw the sample. All depositions were carried out on 4-inch silicon wafers with an upper native oxide layer. Uniform and high quality VO 2 films were observed throughout the wafers with excellent homogeneity.

Characterization -Film thickness was measured using an Alpha step d-500 profilometer from KLA-Tencor. Infrared image analysis was conducted using the FLIR X6580SC thermal camera operating in the spectral range of 1.5 -5.1 µm. A CNT based black coating was used as a reference black body for accurate determination of emissivity and temperature of VO 2 films. Precise temperature control was achieved through a Linkam TMS heating stage with programmable heating and cooling ramps.

An infrared blackboard based on the disordered metamaterial state of Vanadium oxide.

Electrically and optically contrasting patterns can be created on VO 2 films by localised laser heating which is visible in the NIR region. The patterns thus created are stable as long as the temperature is maintained and erased upon temperature cycling. After deposition, samples were allowed to cool till room temperature in argon atmosphere at low pressure before withdrawing from the chamber. Further handling of the samples was carried out under ambient atmosphere. Post deposition annealing was performed under ambient air at 300-580 o C. The annealing time was adjusted to allow a complete oxidation from VO x to V 2 O 5 .

(In preparation)

While 10 min were sufficient for oxidation at 550 o C, significantly longer times were required at lower temperatures; this can be explained by simple temperature dependent oxidation kinetics.

To isolate V 2 O 5 coatings form atmospheric gas phase interactions, Atomic layer deposition (ALD) of Al 2 O 3 was performed using the sequential introduction of Trimethylaluminium (TMA) and water. The pulse times for each reactant were adjusted to 40 ms with a 15 s purge in between each pulse. The rather large pulse and purge times were chosen to achieve complete conformal coverage over the film. ALD was carried out at 120 o C under partial pressure of 2 mbar and Argon was used as the carrier gas at a flow rate of 50 sccm.

Film characterization

Total hemispherical reflection (THR) measurements were carried out on LAMBDA 1050 UV/Vis/NIR spectrophotometer from Perkin Elmer with a 150 mm integration sphere in the reflection configuration. Measurements, which correspond to the sum of specular and diffuse reflections, were performed in the visible spectral range (400-800 nm). Temperature-dependent measurements were carried out with the help of a custom made sample holder with an integrated heating element. Temperature control was achieved by a Horst HT 60 temperature controller coupled to a K-type thermocouple.

The film thickness and roughness were measured using an Alpha step d-500

Profilometer from KLA-Tencor and the cross-section inspection with FEI Helios Nanolab 650™ Scanning electron microscopy (SEM). Surface morphology was characterized by SEM at a working distance of 4 mm with an acceleration voltage of 5 kV. X-ray diffraction (XRD) was used to characterize the films using the Bruker D8, with CuKα as the X-ray source. Data were collected in the θ-2θ (locked couple) mode from 2θ of 10° to 30° with a step size of 0.02°.

Conclusions

Pure single phase V 2 O 5 coatings were obtained by controlled oxidation of VO x films deposited using DLI MOCVD. Reversible visible thermochromism was observed upon heating under ambient atmosphere. The colour of thermochromic 

Conclusions and Future Work

In this thesis, gas phase synthesis of VO 2 and V 2 O 5 films by metal organic chemical are reported, along with the characterisation of semiconductor to metal transition in VO 2 and the thermochromic properties of both VO 2 and V 2 O 5 .

The effect of various CVD parameters on the morphology and its impact on the SMT was reported, which in turn encouraged us to growing VO 2 films of the