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 Table 1.1: Energy densities of energy storage solutions as hydrogen, fuels, and battery a [START_REF] Vogt | The renaissance of the Sabatier reaction and its applications on Earth and in space[END_REF] b [START_REF] Gür | Carbon Dioxide Emissions, Capture, Storage and Utilization: Review of Materials, Processes and Technologies[END_REF] .............................. Table 1.2: Power-to-X combined with CCU reactions [START_REF] Snoeckx | Plasma technology-a novel solution for CO2 conversion?[END_REF][START_REF] Barbaresi | Review on the Status of the Research on Power-to-Gas Experimental Activities[END_REF] The goal of this work is to explore the effect of morphology and physicochemical properties of nanostructured Ni/CeO2 catalysts on plasma-catalyst synergy and to highlight the key characteristics of the catalysis that control an efficient plasma-assisted CO2 methanation in order to advance in the rational design of materials tailored for applications in plasma catalysis.

For the plasma-assisted CO2 methanation tests, a suitable non-thermal plasma type is the dielectric barrier discharge due to mild temperature conditions, which allow the catalyst to be in direct contact with the plasma in a packed bed configuration, and operation at atmospheric pressure, promising for industrial applications. Nickel catalysts supported on Ce-based metal oxides have been proposed in recent publications for plasma-assisted CO2 methanation. Ni is a reliable solution as it is active for CO2 methanation as well as cost-effective. Cerium oxide (CeO2) is an interesting material to be used as support thanks to its redox properties related to the tendency to form oxygen vacancies. Such property can be tuned by enhancing the non-stoichiometric nature of the CeO2 surface, either by doping or, as in this case, by morphology modification, which has been reported for cerium oxide to be controllable via synthesis method. The parameters of the hydrothermal synthesis were varied and CeO2 nanomaterials with different morphology (polyhedra, nanorods, nanocubes), crystallite size, and surface area were produced. The Ni catalysts synthesised with these supports were further characterised by state-of-the-art techniques to examine the most relevant physicochemical properties, e.g., surface area, reducibility and metal-support interaction, surface basicity, and formation of oxygen vacancies. In addition, the electrical behaviour of the catalysts was assessed with focus on how the materials affect the plasma discharge, charge transfer, and the dielectric property of the packed bed. FTIR operando technique was utilised to suggest a possible reaction pathway of the plasma-assisted CO2 methanation on Ni/CeO2.

In conclusion, it was found that the physicochemical properties which are relevant in conventional thermal methanation, such as surface area and basicity, are applicable to plasma catalysis but the importance of low dielectric permittivity of the catalyst and charge transfer mechanism was also highlighted for an energy efficient plasma-assisted methanation process. Furthermore, a rod or needle-like CeO2 support allows enhancing the surface defects, the interaction with Ni, and macroposority, which seem to facilitate the methanation reaction in plasma via formate route.

Resumen

Entre los diferentes procesos de captura y utilización del carbono, la metanización del CO2 experimenta últimamente un renacimiento como tecnología prometedora para el desarrollo dela conversión de electricidad en gas, del almacenamiento de energía y de la economía circular del carbono. El campo de la catálisis asistida por plasma, que considera la asociación de un catalizador con plasma no térmico, se ha desarrollado recientemente para impulsar la metanización de CO2. Los retos de esta tecnología se centran en aprovechar las especies activadas y los electrones para conseguir vías de reacción e interacción más favorables con los sitios activos del catalizador y en la sinergia plasma-catalizador, es decir, la mejora de las propiedades del catalizador por contacto con el plasma y viceversa.

El objetivo de este trabajo es explorar el efecto de la morfología y las propiedades físicoquímicas de los catalizadores de Ni/CeO2 nanoestructurados en la sinergia plasma-catalizador y resaltar las características clave del catalizador que controlan una eficiente metanación de CO2 asistida por plasma con el fin de avanzar en el diseño de materiales para aplicaciones en plasma catálisis.

Para los experimentos de metanación de CO2 asistida por plasma, un tipo de plasma no térmico adecuado es la descarga de barrera dieléctrica debido a las condiciones de temperatura suaves, que permiten que el catalizador esté en contacto directo con el plasma en una configuración de lecho fijo, y el funcionamiento a presión atmosférica, prometedor para aplicaciones industriales. En publicaciones recientes se han propuesto catalizadores de níquel soportados sobre óxidos metálicos basados en Ce para la metanación de CO2 asistida por plasma. El niquel es un metal adecuado ya que es activo para la metanación de CO2, además relativamente de bajo costo. El óxido de cerio (CeO2) es un material interesante para ser utilizado como soporte gracias a sus propiedades de redox relacionadas con la tendencia a formar vacantes de oxígeno. Dicha propiedad puede ajustarse potenciando la no estequiometria de la superficie del CeO2, ya sea por dopaje o, como en este caso, por modificación de la morfología, que se ha descrito para el óxido de cerio como controlable a través del método de síntesis. Se variaron los parámetros de la síntesis hidrotermal y se produjeron nanomateriales de CeO2 con diferente morfología (poliedros, nanorods, nanocubos), tamaño de cristalito y área superficial. Los catalizadores de Ni sintetizados con estos soportes se caracterizaron además mediante técnicas avanzadas para examinar las propiedades fisicoquímicas más relevantes, por ejemplo, el área superficial, la reducibilidad y la interacción metal-soporte, la basicidad superficial y la formación de vacantes de oxígeno. Además, se evaluó el comportamiento eléctrico de los catalizadores centrándose en cómo afectan los materiales a la descarga de plasma, la transferencia de carga y la propiedad dieléctrica del lecho fijo. Se utilizó la técnica operando FTIR para sugerir una posible vía de reacción de la metanización de CO2 con Ni/CeO2 asistida por plasma.

En conclusión, se encontró que las propiedades fisicoquímicas que son relevantes en la metanación térmica convencional, como el área superficial y la basicidad, no son aplicables a la plasma catálisis, pero también se enfatiza la importancia de la baja permitividad dieléctrica del catalizador y el mecanismo de transferencia de carga para un proceso energéticamente eficiente. Además, un soporte de CeO2 en forma de barra o de aguja permite potenciar los defectos superficiales, la interacción con el Ni y la macroposoridad, que parecen facilitar la reacción de metanación en plasma por vía del formiato.

Résumé

Parmi les différents procédés de capture et d'utilisation du carbone, la méthanisation du CO2 connaît une renaissance comme une technologie prometteuse pour le développement du Powerto-gas et en tant que solution de stockage de l'énergie et de l'économie circulaire du carbone. Le domaine de la catalyse plasma, qui considère l'association d'un catalyseur avec un plasma non thermique, a été récemment développé pour stimuler la méthanation du CO2. Les défis de la catalyse assistée par plasma consistent à tirer profit des espèces activées et des électrons créés par le plasma pour obtenir des voies de réaction et des interactions plus favorables avec les sites actifs du catalyseur, ainsi que de la synergie plasma-catalyseur, c'est-à-dire de la modification des propriétés du catalyseur par contact avec le plasma et vice-versa. L'objectif de cette thèse est d'explorer l'effet de la morphologie et des propriétés physicochimiques des catalyseurs Ni/CeO2 nanostructurés sur la synergie plasma-catalyseur et de mettre en évidence les caractéristiques clés du catalyseur qui permettent une méthanisation efficace du CO2 assistée par plasma, afin de progresser dans la conception rationnelle de matériaux adaptés aux applications de la plasmacatalyse. Pour les essais de méthanation du CO2 assistée par plasma, les plasmas froids à décharge de barrière diélectrique (DBD) permettent des températures douces, ainsi qu'un contact direct entre le plasma et le catalyseur dans une configuration de lit fixe. Au même temps ils permettent l'opération sous pression atmosphérique, conditions idéales pour des applications industrielles. Des catalyseurs à base de nickel supportés par des oxydes métalliques à base de Ce ont été proposés dans des publications récentes pour la méthanisation du CO2 assistée par plasma. Le nickel est une solution fiable, car il est actif dans la méthanisation du CO2 et au même temps économiquement rentable. L'oxyde de cérium (CeO2) est un matériau intéressant à utiliser comme support grâce à ses propriétés d'oxydoréduction liées à sa capacité d'échange d'oxygène. Ces propriétés peuvent être ajustées en améliorant la nature non stoechiométrique de la surface de CeO2, soit par dopage, soit, comme dans le cas présent, par modification de la morphologie, ce qui a été rapporté pour l'oxyde de cérium comme pouvant être contrôlé par la méthode de synthèse. Ainsi, les paramètres de la synthèse hydrothermale ont été modifiés, ce qui a permis d'obtenir des nanomatériaux de CeO2 présentant différentes morphologies (polyèdres, nanorods, nanocubes), tailles de The growth of production of energy and goods since the 19 th century Industrial Revolution has led to an increment of emissions of greenhouse gasses, the most discussed being carbon dioxide (CO2), and pollutants in the atmosphere, affecting irreversibly Earth's system. This effect of human activity on the global environment, though geologically recent, has been compared for its impact to a geological era, named by experts Anthropocene [1]. The presence of CO2 in Earth's atmosphere is vital to the greenhouse effect for the heating of the planet's surface and to the development of life forms on the planet. CO2 amounts had been balanced by the natural carbon cycle of release (fires, volcanic activity, organic decomposition) and capture (photosynthesis, water dissolution, rock sedimentation). The massive anthropogenic emissions over the last 100 years, with more than 37 billion tons of CO2 released just in 2021 as shown in Figure 1.1a, have raptured this cycle and caused an avalanche of risks to the planet's climate.

The rise of CO2 concentration in the atmosphere caused the average global temperature to increase by 1 °C, therefore triggering climate change and ecosystems' degradation [2]. The scenarios predicting the consequences of unrestrained temperature increase (up to 5 °C) are devastating and include climate change with intense precipitations and droughts, the increase of sea levels and ocean acidity, the melting of ice caps and glaciers, and loss of biodiversity [3]. These scenarios hit the human population as well, with threats to health, water, and food security, and disproportionately affecting groups that are socio-economically marginalized [2]. Scientists and policymakers have come together for three decades to spread awareness of global warming and the need of emissions to decrease, with the first legally binding climate treaty Kyoto Protocol signed in 1997 [4]. The graph in Figure 1.1a of world CO2 emissions by year indicates that such political action has not seen a practical realization yet. As a reaction to this negative and irresponsible resources utilization, emissions, and pollution, the Paris Agreement on Climate Change was signed in 2015 [3]. This second agreement was expected to push countries to take responsibility and action to keep the global average temperature increase compared to the pre-industrial levels well below 2 °C or even pursue to limit global warming to 1.5 °C [3,5]. The European Union (EU) has also an ambitious target of climate neutrality by 2050 named European Green Deal [6]. In order to meet these expectations, a plethora of mitigation scenarios and projections on future emission decrease and energy supply have been analysed and considered, 400 just in the Intergovernmental Panel on Climate Change (IPCC) report of 2018 [2,3,7,[START_REF] Poertner | Climate change 2022: Impacts, adaptation and vulnerability[END_REF]. Hausfather and Peters [3] compiled in 2020 the graph in Figure 1.2 that collects possible trends of the needed reduction in emissions due to fossil fuels, including the requirement in order to meet the mentioned 1.5 °C goal, of course, such predictions depend on what policies will be put in place and when.

In order to achieve this goal, society and human activities will have to make an effort to decarbonize [START_REF] Gabrielli | The Role of Carbon Capture and Utilization, Carbon Capture and Storage, and Biomass to Enable a Net-Zero-CO2 Emissions Chemical Industry[END_REF]. Figure 1.1b shows the equivalent CO2 emissions by sector, electricity and heat being the first cause of greenhouse gasses production, followed by transport. Indeed, examples of the sectors where it is important to work on the abandonment of fossil fuels are electricity generation, transportation, industry, and heating [START_REF] Gabrielli | The Role of Carbon Capture and Utilization, Carbon Capture and Storage, and Biomass to Enable a Net-Zero-CO2 Emissions Chemical Industry[END_REF][START_REF] Vogt | The renaissance of the Sabatier reaction and its applications on Earth and in space[END_REF]. According to the IPCC Reports of 2018 and 2022, technological development and innovation are essential for bringing to the market cost-effective solutions for the transition to low-or zero-carbon energy options [2,[START_REF] Poertner | Climate change 2022: Impacts, adaptation and vulnerability[END_REF][START_REF] Vogt | The renaissance of the Sabatier reaction and its applications on Earth and in space[END_REF]. There are different strategies that, if used together, could help to move in the direction of lowcarbon budget. The first imperative point is the gradual abandonment of fossil fuels to the benefit of the development of electrical energy generation from renewable energy sources (RES), as shown in Figure 1.3 using wind and solar energy will have a great impact on the global emissions. Moreover, development of RES will help the spreading of clean electric transportation and electrification of industrial production. In addition to this shift to RES, strategies for CO2 removal from the atmosphere should be pursued for net-zero emissions. CO2 sequestration can be accomplished through afforestation and agricultural land use policies as well as carbon capture, utilization and storage (CCUS) technologies [7].

CCUS refers to a large group of technologies and strategies for the removal of anthropogenic CO2 and storage in geological or deep-sea reservoirs (CCS), or in products (CCU). The processes vary greatly but they all involve capture, separation, purification, and transportation of CO2, the first one being the most technologically challenging and cost-intensive [START_REF] Jones | Carbon Capture and Sequestration (CCS) in the United States[END_REF]. The CO2 capture pathways differ and range among industrial separation, post-combustion, pre-combustion, oxy-fuel combustion, fuel cell conversion, chemical looping, and direct air capture [START_REF] Hong | A techno-economic review on carbon capture, utilisation and storage systems for achieving a net-zero CO2 emissions future[END_REF][START_REF] Gür | Carbon Dioxide Emissions, Capture, Storage and Utilization: Review of Materials, Processes and Technologies[END_REF]. The CCUS facilities in the European region had in 2021 a total capacity of 37.4 Mt/year of CO2 capture and it is expected to grow with more projects being established [START_REF] Hong | A techno-economic review on carbon capture, utilisation and storage systems for achieving a net-zero CO2 emissions future[END_REF]. The option of utilization and transformation of CO2 through CCU is potentially viable and complements with storage [START_REF] Jones | Carbon Capture and Sequestration (CCS) in the United States[END_REF]. The direct applications of recovered CO2 are wide and space over many sectors including food and products (as in carbonated beverages, decaffeinating coffee, dry ice…), manufacturing and coating (in the liquid or supercritical state it can be used as a "green solvent"), in building materials (cement), or in the chemical industry for plastics or reactants synthesis [START_REF] Hong | A techno-economic review on carbon capture, utilisation and storage systems for achieving a net-zero CO2 emissions future[END_REF][START_REF] Gür | Carbon Dioxide Emissions, Capture, Storage and Utilization: Review of Materials, Processes and Technologies[END_REF]. CCU also considers the valorisation of CO2 to added-value chemicals such as fuels [START_REF] Gür | Carbon Dioxide Emissions, Capture, Storage and Utilization: Review of Materials, Processes and Technologies[END_REF]. There is a shift from the current perspective of CO2 as an emission to a reservoir of carbon to be exploited as C1 building block for the production of more complex hydrocarbons [START_REF] Artz | Sustainable Conversion of Carbon Dioxide: An Integrated Review of Catalysis and Life Cycle Assessment[END_REF]. CCU has the potential to revolutionize the petrochemical and chemical industries and allow the closure of the carbon loop [START_REF] Vogt | The renaissance of the Sabatier reaction and its applications on Earth and in space[END_REF]. This is an interesting perspective on CCU that introduces the concept of circular economy, where the "waste" molecule is recycled to synthetic fuel, that in turn will be burnt for electricity generation/heat/transportation and emit CO2.

Circular economy promotes strategies of reuse, refurbishment, recycling, and efficiency that might touch every field of human activity and will allow to distance itself from the current usage and disposal of linear economy [START_REF] Poertner | Climate change 2022: Impacts, adaptation and vulnerability[END_REF]. Nonetheless, CCUS is indeed mentioned in the 2022 IPCC Report, but it is marked in Figure 1.3 as a costly and low-impact option. This is one of the motivations for further scientific and technological advancement on CCU and valorisation technologies, which are attracting interest from policymakers, industry, and investors, with global funding over 10 years close to 1 billion USD [START_REF]IEA A new era for CCUS[END_REF]. Furthermore, with the rise of fiscal and economic incentives to reduce emissions, for example with the so-called "Carbon Tax", meaning implementing pricing on CO2 emissions, the idea of CCUS might become financially relevant for industries to adopt and profit [START_REF] Gür | Carbon Dioxide Emissions, Capture, Storage and Utilization: Review of Materials, Processes and Technologies[END_REF]. The matter of carbon pricing is still under debate and is very complex, especially if no consensus will be reached at the international level. At European level, the EU is promoting a Carbon Border Adjustment Mechanism to ensure fair pricing of carbon emissions [START_REF]Carbon Border Adjustment Mechanism: Questions and Answers Available online[END_REF]. The concept of captured CO2 transformation to hydrocarbons involves CO2 reacting with a hydrogen-containing source, which might be H2 gas or water, and it is energy intensive [START_REF] Gür | Carbon Dioxide Emissions, Capture, Storage and Utilization: Review of Materials, Processes and Technologies[END_REF]. Such reactions enable the conversion of H2 to a fuel with higher volumetric energy density, which is beneficial for storage and transportation, which are troublesome in the case of H2. In fact, as reported in Table 1.1, H2 has the highest gravimetric but lowest volumetric energy density [START_REF] Vogt | The renaissance of the Sabatier reaction and its applications on Earth and in space[END_REF].

Hydrocarbon molecules are found to be more efficient carriers, such as methane (CH4) and methanol (CH3OH), that can be supplied via the existing grid and using the current infrastructures for storage. Moreover, if "green hydrogen" from water electrolysis supplied by electricity from RES is used and the electrification of the whole process is achieved, synthetic fuels are considered green energy carriers [START_REF] Velazquez Abad | Green hydrogen characterisation initiatives: Definitions, standards, guarantees of origin, and challenges[END_REF]. In this view, CCU not only promotes a carbon circular economy, but it is also a method of chemically energy storage, which is greatly needed with further intensification of energy production from clean but intermittent RES to control and maintain the electricity that is fed to the network. Such strategies are named Power-to-X or in the case of H2 and CH4 Power-to-gas [START_REF] Meylan | Power-to-gas through CO2 methanation: Assessment of the carbon balance regarding EU directives[END_REF] with related reactions collected in Table 1.2. In fact, according to the environment and application, liquid fuels might be more convenient than batteries for energy storage, indeed liquefied CH4 or CH3OH are advantageous regarding volumetric energy density compared to commonly used Li-ion batteries [START_REF] Gür | Carbon Dioxide Emissions, Capture, Storage and Utilization: Review of Materials, Processes and Technologies[END_REF]. Despite the growing buzz and demand around H2 and energy, the hydrogen economy era is yet to come [22], and a combination of CCUS and Power-to-methane can still play a role in the clean energy future [START_REF] Meylan | Power-to-gas through CO2 methanation: Assessment of the carbon balance regarding EU directives[END_REF]. Undeniably, the switch to a net zero-carbon budget economy requires several stepping stones and transition technologies and it will take decades to be achieved, among which CO2 methanation can be included [START_REF] Vogt | The renaissance of the Sabatier reaction and its applications on Earth and in space[END_REF][START_REF] Kramer | No quick switch to low-carbon energy[END_REF]. Nonetheless, if no action is taken now, the chances of staying under 2 °C global warming decrease dramatically, leading to drastic consequences [2].

Catalytic CO2 methanation

The development of novel organic chemistry and catalysis is required in order to achieve the CO2 valorisation revolution introduced in the previous section. The focus reaction of this thesis, namely CO2 methanation in eq. (1. 4), also known as Sabatier's reaction, has been in turn essential to modern catalysis [START_REF] Artz | Sustainable Conversion of Carbon Dioxide: An Integrated Review of Catalysis and Life Cycle Assessment[END_REF]. The concept of catalysis considers the increase in the rate of a reaction without modifying the overall standard Gibbs energy change according to the definition of the International Union of Pure and Applied Chemistry (IUPAC) [START_REF]IUPAC Catalyst: IUPAC definition[END_REF]. Typically, catalysts facilitate reactions by providing an alternative pathway of lower activation energy, which leads to a faster rate or milder conditions of temperature. There is a main distinction to be done between homogeneous (where the catalysis is in the same phase of the reactants) and heterogeneous catalysis, which is the case of CO2 methanation reaction. Therefore, the interaction between reactants and catalyst requires three steps of adsorption, reaction on the active sites and desorption of the products [START_REF] Inglezakis | Adsorption, ion exchange and catalysis: Design of operations and environmental applications[END_REF]. Traditional thermal catalysis requires together with the presence of solid catalyst heating to 500-1300 K and a possibly pressurized environment [START_REF] Gallagher | Plasma Reforming for H2-Rich Synthesis Gas[END_REF]. Most CO2 valorisation alternatives gathered in Table 1.2 can be achieved via thermal catalytic processes, however not all efficiently. For instance, thermal CO2 splitting eq. (1.1) has been reported to be not effective [START_REF] Snoeckx | Plasma technology-a novel solution for CO2 conversion?[END_REF].

The reason for this unfavourable enthalpy ∆H 0 is the high thermodynamic stability of CO2 molecule. The carbon-oxygen bonds are relatively strong with 783 kJ/mol, and the Gibbs free energy of formation is -394 kJ/mol [START_REF] Snoeckx | Plasma technology-a novel solution for CO2 conversion?[END_REF]. Therefore, from a thermodynamic point of view, it would be more efficient to have CO2 react with co-reactants, as H2 in CO2 methanation, which can input substantial energy.

Sabatier's reaction was first reported in 1902 by Sabatier and Sendersen [START_REF] Sabatier | Nouvelles syntheses du methane[END_REF] in the publication "Nouvelles syntheses du methane" regarding oxides of carbon reacting with hydrogen on nickel. It has been initially deployed only for CO2 removal in ammonia and urea synthesis, since the 1980s it has come back to research and industrial relevance for the progress of Power-to-Methane plants [START_REF] Vogt | The renaissance of the Sabatier reaction and its applications on Earth and in space[END_REF][START_REF] Rönsch | Review on methanation -From fundamentals to current projects[END_REF]. Until now, several CO2 methanation pilot plants have been established around the world (Japan, USA, and Germany) and two commercial operations: in 2013 in Werlte (Germany) and in 2016 in Denmark [START_REF] Vogt | The renaissance of the Sabatier reaction and its applications on Earth and in space[END_REF][START_REF] Rönsch | Review on methanation -From fundamentals to current projects[END_REF][START_REF] Younas | Recent Advancements, Fundamental Challenges, and Opportunities in Catalytic Methanation of CO2[END_REF]. In a 2022 review, Barbaresi et al. [START_REF] Barbaresi | Review on the Status of the Research on Power-to-Gas Experimental Activities[END_REF] collected 87 Power-to-Methane projects worldwide, most of them started in the 2010s and are located in Germany. In their analysis, they highlighted the importance of the choice of electrolyser technology and heat management for efficient output [START_REF] Barbaresi | Review on the Status of the Research on Power-to-Gas Experimental Activities[END_REF]. Sabatier's reaction is experiencing a renaissance for the development of Power-to-gas, in the form of synthetic natural gas production (CH4), as it meets several of the technical requirements to be exploited as an energy buffer and aid the transition to RES. However, it requires further advancements to make the process even more efficient and economically viable [START_REF] Vogt | The renaissance of the Sabatier reaction and its applications on Earth and in space[END_REF]. The reaction is exothermic, releasing 164 kJ per mole (eq. (1.4)). It typically operates between 200°C

and 450°C, at pressures between atmospheric and 100 bar [START_REF] Younas | Recent Advancements, Fundamental Challenges, and Opportunities in Catalytic Methanation of CO2[END_REF][START_REF] Frontera | Supported catalysts for CO2 methanation: A review[END_REF]. The selectivity toward CH4 decreases at high temperature above 500-600 °C, shifting to the reaction of reverse water-gas shift therefore the production of undesired CO (Figure 1.4a) [START_REF] Kuznecova | Property based ranking of CO and CO2 methanation catalysts[END_REF]. In addition, the problem of catalyst deactivation by sintering arises with temperature >500 °C [START_REF] Younas | Recent Advancements, Fundamental Challenges, and Opportunities in Catalytic Methanation of CO2[END_REF]. According to Le Chatelier's principle, Sabatier's reaction is favoured at high pressure, with an increase of CO2 conversion (Figure 1.4b) [START_REF] Stangeland | CO2 methanation: the effect of catalysts and reaction conditions[END_REF]. Despite its thermodynamical favourability, due to the high oxidation of carbon in CO2, its reduction is an eight-electrons process, which highly limits the reaction kinetically and requires a metal-based catalyst for the electron transfer and improve the rate and selectivity [START_REF] Younas | Recent Advancements, Fundamental Challenges, and Opportunities in Catalytic Methanation of CO2[END_REF][START_REF] Wang | Methanation of carbon dioxide: an overview[END_REF].

Sabatier's reaction, despite the large amount of research and development, still consists of a challenging process due to the many factors that influence the reaction. Efforts have been made to determine the impact of different parameters on the reaction selectivity and mechanism, e.g. temperature, pressure, gas hourly space velocity, the kind of reactor, including the catalyst sensitivity [START_REF] Rönsch | Review on methanation -From fundamentals to current projects[END_REF][START_REF] Younas | Recent Advancements, Fundamental Challenges, and Opportunities in Catalytic Methanation of CO2[END_REF][START_REF] Stangeland | CO2 methanation: the effect of catalysts and reaction conditions[END_REF][START_REF] Wang | Methanation of carbon dioxide: an overview[END_REF]. In addition to thermal heterogeneous catalysis, novel methods for CO2 hydrogenation have been recently investigated: electrocatalysis, photocatalysis, and plasmaassisted catalysis [START_REF] Younas | Recent Advancements, Fundamental Challenges, and Opportunities in Catalytic Methanation of CO2[END_REF][START_REF] Álvarez | CO 2 Activation over Catalytic Surfaces[END_REF][START_REF] Le | The Impact of Ce-Zr Addition on Nickel Dispersion and Catalytic Behavior for CO2 Methanation of Ni/AC Catalyst at Low Temperature[END_REF][START_REF] Sreedhar | Developmental trends in CO2 methanation using various catalysts[END_REF].

Catalysts used for CO2 methanation

It is crucial to study and pick the right material to be used as a catalyst in Sabatier's reaction, and it is the focus of several studies from lab to industrial scale [START_REF] Barbaresi | Review on the Status of the Research on Power-to-Gas Experimental Activities[END_REF]. To be used in CO2 methanation, the catalyst must be active and selective toward methane, but of course stable as well. In the standard thermochemical Sabatier's process, the goal is to limit the coke deposition and other kinds of activity degradation of the catalyst material. The metals used for CO2 methanation are part of groups 8-11 with the addition of Mo [START_REF] Younas | Recent Advancements, Fundamental Challenges, and Opportunities in Catalytic Methanation of CO2[END_REF][START_REF] Stangeland | CO2 methanation: the effect of catalysts and reaction conditions[END_REF][START_REF] Kuznecova | Property based ranking of CO and CO2 methanation catalysts[END_REF]. The metal phases are characterized by different activity and selectivity, proving that the two are separate phenomena in the methanation process [START_REF] Younas | Recent Advancements, Fundamental Challenges, and Opportunities in Catalytic Methanation of CO2[END_REF]. The most commonly used metals are ranked as Ru>Rh>Ni>Fe>Pt>Mo>Pd>Au for activity, while the selectivity is Pd>Pt>Ni>Rh>Co>Fe>Ru>Mo>Au [START_REF] Younas | Recent Advancements, Fundamental Challenges, and Opportunities in Catalytic Methanation of CO2[END_REF]. Among these active phases, nickel stands out for its good selectivity and relatively low cost. In the case of CO2 methanation, the supports are expected to have a high surface area and they are studied with the purpose of improving active metal reducibility, dispersion, interaction, and stability [START_REF] Stangeland | CO2 methanation: the effect of catalysts and reaction conditions[END_REF][START_REF] Wang | Methanation of carbon dioxide: an overview[END_REF][START_REF] Sreedhar | Developmental trends in CO2 methanation using various catalysts[END_REF]. In addition, the support plays an important part in the molecules adsorption and reaction, tuning the mechanism and rate [START_REF] Barbaresi | Review on the Status of the Research on Power-to-Gas Experimental Activities[END_REF][START_REF] Rönsch | Review on methanation -From fundamentals to current projects[END_REF].

The most common supports include metal oxides, or mixtures of several oxides, hydrotalcite, and zeolites. Promoters can also enhance the performance: they have been investigated in addition to the Ni active phase and mixed within the support [START_REF] Rönsch | Review on methanation -From fundamentals to current projects[END_REF][START_REF] Stangeland | CO2 methanation: the effect of catalysts and reaction conditions[END_REF][START_REF] Sreedhar | Developmental trends in CO2 methanation using various catalysts[END_REF].

Non-conventional catalysis: electro-, photo-and plasma catalysis

Along with thermochemical catalysis, non-conventional catalytic methods with different activation mechanisms than temperature have been explored and reported in the literature for the valorisation of CO2, namely electrocatalysis, photocatalysis, and plasma-assisted catalysis [START_REF] Snoeckx | Plasma technology-a novel solution for CO2 conversion?[END_REF].

Plasma catalysis stands as a promising technology to be developed alongside thermal conventional catalysis for further advancements in the applications of CCU. The instance of CO2 splitting eq. (1.1), which is an endothermic reaction and very hard to perform via a thermochemical process, shows the advantages of plasma catalysis. In this case, the conversion occurs with improved energy efficiency due to the excitation of the molecule in plasma and the high reactivity of plasma chemistry [START_REF] Snoeckx | Plasma technology-a novel solution for CO2 conversion?[END_REF]. In addition to plasma-assisted catalysis, novel methods for CO2 hydrogenation have been recently investigated: electrocatalysis and photocatalysis, which have several similarities with plasma catalysis. All processes rely on the transfer of charges caused by different mechanisms:

photocatalysis relies on the absorption of photons by a semiconductor catalyst, creating electronhole pairs [START_REF] Mills | An overview of semiconductor photocatalysis[END_REF], and electrochemistry relies on the transfer of electrons by a strong electric field established between two electrodes in an electrolyte while plasma and its strong electric fields have been reported to charge the surface of the catalyst and induce electron-hole pairs by electron impact [START_REF] Bal | Effect of plasma-induced surface charging on catalytic processes: application to CO2 activation[END_REF][START_REF] Whitehead | Plasma-catalysis: the known knowns, the known unknowns and the unknown unknowns[END_REF][START_REF] Mei | Plasma-photocatalytic conversion of CO2 at low temperatures: Understanding the synergistic effect of plasma-catalysis[END_REF]. Great advancements have been made in the electrochemistry field, including H2

generation via water splitting. The reaction pathways and yield depend on the electrode/catalyst selection, medium, and temperature. The possible drawbacks of this process are the high potential required and the electrode stability. The photoreduction of CO2 proceeds by the photoexcited electrons in the conduction band moving to CO2. The efficiency for the photocatalysis case is influenced by the catalyst, temperature, pH conditions, and of course light intensity and spectrum.

The electro-and photochemical processes are normally performed in aqueous media, being water (or aqueous species) oxidized either by the holes generated in photocatalysts or at the anode in electrocatalysis, which could be an issue for CO2 reduction due to the low CO2 solubility in water [START_REF] Albo | Towards the electrochemical conversion of carbon dioxide into methanol[END_REF]. Unlike thermal catalysis, plasma and electrocatalysis make direct use of RES electrical energy for CO2 reduction. However, even more efficient is the direct use of sunlight in the case of photocatalysis, an optimization of solar irradiation adsorption (which lacks in ultraviolet) depends usually on semiconductor properties. This advantage is in common with solar thermochemical processes, which exploits thermal energy from sunlight via concentration of solar irradiation [START_REF] Snoeckx | Plasma technology-a novel solution for CO2 conversion?[END_REF].

Furthermore, NTP and electrocatalytic reactors are compact, modular, and have easy turn on/off which makes them flexible technologies, interesting for applications in both industrial and remote environments. A ranking of the advantages, which include RES use, easy and flexible operation, and high conversion, of the described non-conventional catalytic processes over traditional catalysis have been reported in a review by Chen et al. [START_REF] Chen | An overview of CO2 conversion in a microwave discharge: the role of plasma-catalysis[END_REF] and are depicted in Figure 1.5. According to the authors plasma catalysis accumulates the greatest overall benefits compared to the other technologies.

CeO2-based catalysts for CO2 methanation

Despite being a rare earth element, cerium is the most abundant of the rare earth family, with a higher concentration (66.5 ppm) in Earth's crust than copper (60 ppm) and tin (2.3 ppm), and it has a low supply risk and a decreasing price over the last years [START_REF] Sun | Nanostructured ceria-based materials: synthesis, properties, and applications[END_REF][START_REF] Montini | Fundamentals and catalytic applications of CeO2-based materials[END_REF]. Cerium has two possible oxidation states +4 and +3 and spontaneously oxidizes to two possible extreme compositions: CeO2 Furthermore, the presence of an OV in the crystalline structure of cerium oxide will cause the Ce cations to repel each other because of coulombic interactions [START_REF] Sun | Nanostructured ceria-based materials: synthesis, properties, and applications[END_REF]. The OV formation energy on these surfaces has also been calculated theoretically for (100), ( 110), (111), the order is opposite as the surface energy with (110)<(100)<(111) [START_REF] Zhang | Unraveling the physical chemistry and materials science of CeO2-based nanostructures[END_REF]. Compared to the stable (111) facet, the other two are more reducible and active, and the high-energy surface (110) requires the lowest energy for OV [START_REF] Zhang | Unraveling the physical chemistry and materials science of CeO2-based nanostructures[END_REF]. Both (200) and (011) are energetic surfaces, therefore it is expected that defect and OV will be forming easily on them [48].

Oxygen storage capacity (OSC) is one of the most well-known properties of ceria, which makes it a good material for catalytic system development. The OSC has been linked to the fast change of oxidation state of the cerium ions (from IV to III) inside the fluorite Fm3m crystalline structure and formation of oxygen vacancies, therefore the release of oxygen. Furthermore, in the fluorite structure, the oxygen atoms are all in the same plane , which allows for rapid diffusion as a function of the number of oxygen vacancies [START_REF] Zhang | Shape-controlled synthesis and catalytic application of ceria nanomaterials[END_REF]. Oxygen vacancies are enhanced at the nanoscale, at defective surfaces and when dopant atoms are inserted in the crystalline structure of the oxide [START_REF] Sun | Nanostructured ceria-based materials: synthesis, properties, and applications[END_REF][START_REF] Ma | Regulating the surface of nanoceria and its applications in heterogeneous catalysis[END_REF]. Several synthesis techniques have been tested for ceria to produce nanostructured materials possessing different morphologies and sizes [START_REF] Sun | Nanostructured ceria-based materials: synthesis, properties, and applications[END_REF][START_REF] Ma | Regulating the surface of nanoceria and its applications in heterogeneous catalysis[END_REF]. The possibility to synthetize ceriabase nanomaterials allows to increase the surface area and the active phase dispersion.

Ceria is an ionic oxide with basic sites on its surface, the O 2-anion acts a base and Ce 4+ as Lewis acid site. Surface basicity is important for interaction with CO2, as it is known to be a mildly acidic molecule, so it is attracted by the basic sites [START_REF] Álvarez | CO 2 Activation over Catalytic Surfaces[END_REF]. The adsorption and desorption kinetics of CO2 on ceria surface has an important effect on methanation performance and it is influenced by the strength of the basicity [START_REF] Cui | Size-Dependent Surface Basicity of Nano-CeO2 and Desorption Kinetics of CO2 on Its Surface[END_REF]. The strength and the amount of basic sites have been reported to increase with decreasing particle size and therefore with larger area and more defects [START_REF] Cui | Size-Dependent Surface Basicity of Nano-CeO2 and Desorption Kinetics of CO2 on Its Surface[END_REF].

Another relevant property of ceria as catalyst support that has been reported is the unique metalsupport interaction (MSI) [START_REF] Frontera | Supported catalysts for CO2 methanation: A review[END_REF]. MSI regards reducible oxide supports and it can have different origins, e.g., reduction or oxidation [START_REF] Parastaev | Boosting CO2 hydrogenation via size-dependent metal-support interactions in cobalt/ceria-based catalysts[END_REF]. A strong MSI causes structural modifications, as encapsulation by a layer of support material, restructuring of metal nanoparticles, formation of specific metal-support interfaces, charge transfer from/to metal nanoparticles, consequently it could promote metal dispersion which is beneficial for catalytic applications [START_REF] Frontera | Supported catalysts for CO2 methanation: A review[END_REF][START_REF] Parastaev | Boosting CO2 hydrogenation via size-dependent metal-support interactions in cobalt/ceria-based catalysts[END_REF]. However, strong MSI might also have a negative influence on the catalytic performance due to a decreased active metal surface area for the encapsulation of metal particles. MSI should be tuned and controlled with ceria support preparation methods and thermal pre-treatments. The interface of metal oxide support and metal particles can also influence the oxide reducibility and therefore the OSC [START_REF] Ruiz Puigdollers | Increasing Oxide Reducibility: The Role of Metal/Oxide Interfaces in the Formation of Oxygen Vacancies[END_REF]. The OSC increases with metal/support interface perimeter, and it has been proved by experiments and theoretical calculations that O spillover occurs at room temperature between ceria and metal nanoparticles on its surface [START_REF] Ruiz Puigdollers | Increasing Oxide Reducibility: The Role of Metal/Oxide Interfaces in the Formation of Oxygen Vacancies[END_REF].

Cerium oxide is technologically relevant for green energy as a catalyst and has other industrial applications that include magnetics, phosphors, and alloys [START_REF] Montini | Fundamentals and catalytic applications of CeO2-based materials[END_REF][START_REF] Melchionna | The role of ceria-based nanostructured materials in energy applications[END_REF]. Ceria's first known application in catalysis is as oxygen storage component in the three-way catalysis for the elimination of toxic gasses in automotive exhaust [START_REF] Sun | Nanostructured ceria-based materials: synthesis, properties, and applications[END_REF][START_REF] Montini | Fundamentals and catalytic applications of CeO2-based materials[END_REF][START_REF] Ma | Regulating the surface of nanoceria and its applications in heterogeneous catalysis[END_REF][START_REF] Boaro | Ceria-based materials in hydrogenation and reforming reactions for CO 2 valorization[END_REF]. Cerium oxide has been investigated as a catalyst support for CO2 methanation since the 1990s [START_REF] Trovarelli | CO and CO2 hydrogenation under transient conditions over Rh-CeO2: Novel positive effects of metal-support interaction on catalytic activity and selectivity[END_REF]. As introduced in section 1.1.1.., several reports released in the past decades regard the use of such material as support, additive to other metal oxides, and promoter, as Figure 1.8 shows with increasing number of papers regarding ceria in catalysis in the last 30 years [START_REF] Montini | Fundamentals and catalytic applications of CeO2-based materials[END_REF]. In addition, previous reports established the good activity of such catalysts for Sabatier's reaction [START_REF] Boaro | Ceria-based materials in hydrogenation and reforming reactions for CO 2 valorization[END_REF]. 

Effect of synthesis techniques of ceria

There are several synthesis techniques that can be used for preparation of CeO2. The synthetic methods found in literature include soft and hard templating, pseudo sol-gel, precipitation, flame spray pyrolysis, hydro-and solvothermal, calcination of a cerium precursor, hydrolysis, and combustion . In this section, different methods and parameters are considered to identify the most relevant features of synthesized ceria as catalysts support.

Zhou et al. [START_REF] Zhou | Methanation of carbon dioxide over Ni/CeO2 catalysts: Effects of support CeO2 structure[END_REF] have compared two methods of templating ceria obtained from precipitation. Hard templating also known as nano-casting is the process of impregnating cerium oxide on a material used as mold, in this case mesoporous silica KIT-6, that is later removed [START_REF] Zhou | Methanation of carbon dioxide over Ni/CeO2 catalysts: Effects of support CeO2 structure[END_REF][START_REF] Deng | Protocol for the Nanocasting Method: Preparation of Ordered Mesoporous Metal Oxides[END_REF]. Soft templating utilizes surfactants (CTAB and ammonium carbonate) for self-assembly of porous materials. 10 %wt.

nickel is later impregnated on CeO2 synthesized materials [START_REF] Zhou | Methanation of carbon dioxide over Ni/CeO2 catalysts: Effects of support CeO2 structure[END_REF][START_REF] Deng | Protocol for the Nanocasting Method: Preparation of Ordered Mesoporous Metal Oxides[END_REF]. The porous structure of the samples obtained from templating is confirmed by N2 physisorption and TEM. The hard-templating ceria has a more developed mesoporous structure, and the surface area of porous materials exceeds the one of the ceria synthetized by precipitation. The improved mesoporosity and higher surface area enable a better performance in CO2 methanation with a higher conversion as for the ceria catalyst casted on KIT-6 (selectivity is 100% for all samples) [START_REF] Zhou | Methanation of carbon dioxide over Ni/CeO2 catalysts: Effects of support CeO2 structure[END_REF].

Other synthesis techniques aim to change the morphology of the cerium oxide particles. One example is hydrothermal method with NaOH solution with variation of the synthesis parameters (temperature and NaOH concentration) to obtain nanocubes (NCs) [START_REF] Wang | Catalytic behavior of supported Ru nanoparticles on the {1 0 0},{1 1 0}, and {1 1 1} facet of CeO2[END_REF][START_REF] Bian | Morphology dependence of catalytic properties of Ni/CeO2 for CO2 methanation: A kinetic and mechanism study[END_REF][START_REF] Hashimoto | How the Morphology of NiOx-Decorated CeO2 Nanostructures Affects Catalytic Properties in CO2 Methanation[END_REF], nanorods (NRs) [START_REF] Wang | Catalytic behavior of supported Ru nanoparticles on the {1 0 0},{1 1 0}, and {1 1 1} facet of CeO2[END_REF][START_REF] Bian | Morphology dependence of catalytic properties of Ni/CeO2 for CO2 methanation: A kinetic and mechanism study[END_REF][START_REF] Hashimoto | How the Morphology of NiOx-Decorated CeO2 Nanostructures Affects Catalytic Properties in CO2 Methanation[END_REF], nanooctahedron (NOs) [START_REF] Hashimoto | How the Morphology of NiOx-Decorated CeO2 Nanostructures Affects Catalytic Properties in CO2 Methanation[END_REF], nanopolyhedra (NPs) [START_REF] Wang | Catalytic behavior of supported Ru nanoparticles on the {1 0 0},{1 1 0}, and {1 1 1} facet of CeO2[END_REF] and nanoplates (NPls) [START_REF] Du | Ni nanoparticles dispersed on oxygen vacanciesrich CeO2 nanoplates for enhanced low-temperature CO2 methanation performance[END_REF]. NCs are synthesized at high temperature (180 °C) and adding a large NaOH amount (10-14 M). With a decrease of temperature to 100 °C NRs are formed, whereas at low NaOH concentration smaller particles (NPs) are obtained [START_REF] Albo | Towards the electrochemical conversion of carbon dioxide into methanol[END_REF][START_REF] Chen | An overview of CO2 conversion in a microwave discharge: the role of plasma-catalysis[END_REF]. Wang et al. [START_REF] Wang | Catalytic behavior of supported Ru nanoparticles on the {1 0 0},{1 1 0}, and {1 1 1} facet of CeO2[END_REF] show via TEM that the shape of the particle determines the exposed crystalline facets, therefore the coordination of atoms at the surface and the reducibility change for different morphologies. Indeed, the morphology of the cerium oxide particles, and therefore the exposed crystal planes on its surface, has been previously linked to enhanced OSC and improved performance in thermal CO2 methanation [START_REF] Wang | Catalytic behavior of supported Ru nanoparticles on the {1 0 0},{1 1 0}, and {1 1 1} facet of CeO2[END_REF][START_REF] Bian | Morphology dependence of catalytic properties of Ni/CeO2 for CO2 methanation: A kinetic and mechanism study[END_REF][START_REF] Hashimoto | How the Morphology of NiOx-Decorated CeO2 Nanostructures Affects Catalytic Properties in CO2 Methanation[END_REF][START_REF] Du | Ni nanoparticles dispersed on oxygen vacanciesrich CeO2 nanoplates for enhanced low-temperature CO2 methanation performance[END_REF]. The OSC is measured via oxygen pulse injection method and compared to the information regarding vacancies from Raman and positron annihilation spectroscopy. Pristine NPs and NRs should have an improved tendency to OV formation. However, after 3 %wt. Ru addition, NCs show the highest oxygen storage capacity and amount of oxygen in defect sites, therefore a promoting effect of Ru 0 for vacancies formation occurs. This property translates to an improved activity as catalyst for methanation, (XCO2 90% and SCH4 99% at 250 °C) [START_REF] Wang | Catalytic behavior of supported Ru nanoparticles on the {1 0 0},{1 1 0}, and {1 1 1} facet of CeO2[END_REF]. Bian et al. [START_REF] Bian | Morphology dependence of catalytic properties of Ni/CeO2 for CO2 methanation: A kinetic and mechanism study[END_REF] have also compared ceria NCs and NRs based catalysts using as metal phase 5 %wt. Ni. The Ni/CeO2 NRs synthesized in this group possess an improved reducibility shown by TPR analysis and higher Ce 3+ concentration as calculated from XPS data. As highlighted before, oxygen vacancies can serve as a cooperative reaction site for CO2 hydrogenation, therefore in this case NRs have a higher activity than NCs [START_REF] Bian | Morphology dependence of catalytic properties of Ni/CeO2 for CO2 methanation: A kinetic and mechanism study[END_REF]. In agreement with this study, Hashimoto et al. reported improved activity for Ni supported on CeO2 NRs, due to higher concentration of surface OV, lower particle size, and enhanced surface area and reducibility [START_REF] Hashimoto | How the Morphology of NiOx-Decorated CeO2 Nanostructures Affects Catalytic Properties in CO2 Methanation[END_REF].

They have also shown via density functional theory calculations that the CO2 activation energy on a NiCeO2 surface depends on the lattice facet (111), (110), or (100) that is exposed, (110) being the one that characterized the NRs and that facilitates the CO2 to CO catalytic reaction. Du et al. [START_REF] Du | Ni nanoparticles dispersed on oxygen vacanciesrich CeO2 nanoplates for enhanced low-temperature CO2 methanation performance[END_REF] observed improved activity for Ni supported on CeO2 NPls, obtained via hydrothermal method with urea at 90 °C for 6 h, compared to commercial supports due to the OV-rich surface of synthsised ceria. Although some works point to some particular CeO2 morphologies leading to improved activity towards CO2 methanation, there is no general agreement concerning the optimal nanoshape and properties of these supports. All these studies agreed, however, on the importance of oxygen vacancy formation ability of these supports. Moreover, OV close to the metal-support interface are believed to strengthen the interaction between Ni and CeO2 [START_REF] Du | Morphology dependence of catalytic properties of Ni/CeO 2 nanostructures for carbon dioxide reforming of methane[END_REF] and to play a role in the CO2 hydrogenation reaction, providing sites for CO2 adsorption and activation [START_REF] Hashimoto | How the Morphology of NiOx-Decorated CeO2 Nanostructures Affects Catalytic Properties in CO2 Methanation[END_REF] or contributing to the formation of formate surface intermediates [START_REF] Bian | Morphology dependence of catalytic properties of Ni/CeO2 for CO2 methanation: A kinetic and mechanism study[END_REF].

Effect of metal active phase supported on ceria

The results found in literature regarding catalysts obtained with dispersion of a metal phase (Ni, Ru, Rh) on pure CeO2 show overall a good activity and remarkable yield for methane with a high selectivity >80%. Both commercial and synthesized ceria are evaluated.

The use of CeO2 supports for catalytic CO2 methanation was firstly reported in the 1990s by

Trovarelli and co-workers [START_REF] Trovarelli | Rh-CeO2 interaction induced by high-temperature reduction. Characterization and catalytic behaviour in transient and continuous conditions[END_REF][START_REF] Trovarelli | Catalytic properties of ceria and CeO2-Containing materials[END_REF][START_REF] Trovarelli | CO2 methanation under transient and steadystate conditions over Rh/CeO2 and CeO2-promoted Rh/SiO2: The role of surface and bulk ceria[END_REF]. The interaction of ceria with noble metals has been investigated by Trovarelli et al. [START_REF] De Leitenburg | A temperature-programmed and transient kinetic study of CO2 activation and methanation over CeO2 supported noble metals[END_REF] by varying the metal phase impregnated on ceria. 1 %wt. Rh, Ru, Pt, Pd, Ir on CeO2 support differ in selectivity: the reaction on Ru and Rh produces exclusively CH4, whereas on Pt, Pd, and Ir it results also in CO formed [START_REF] De Leitenburg | A temperature-programmed and transient kinetic study of CO2 activation and methanation over CeO2 supported noble metals[END_REF]. Different ceria-metal interaction and modification of the support surface must occur in the different samples. Sintering of metal particles or partial coverage by ceria is one possible surface alteration that takes place at high temperatures. Hydrogen spillover is particularly favored by Rh and Ru interacting with the support, hence the improved hydrogenation activity [START_REF] De Leitenburg | A temperature-programmed and transient kinetic study of CO2 activation and methanation over CeO2 supported noble metals[END_REF]. In this publication, the authors claim that the metal phase precursor used, in this case of Rh(NO3)3 and RhCl3, does not play a relevant role on the catalyst activity [START_REF] De Leitenburg | A temperature-programmed and transient kinetic study of CO2 activation and methanation over CeO2 supported noble metals[END_REF],

however the methanation rate of the catalyst obtained with Rh nitrate is slightly lower. In addition, this group published various papers reporting the use of 1%wt. Rh catalysts supported on ceria synthesized via ammonia precipitation [START_REF] Trovarelli | CO and CO2 hydrogenation under transient conditions over Rh-CeO2: Novel positive effects of metal-support interaction on catalytic activity and selectivity[END_REF][START_REF] Trovarelli | Rh-CeO2 interaction induced by high-temperature reduction. Characterization and catalytic behaviour in transient and continuous conditions[END_REF][START_REF] De Leitenburg | A temperature-programmed and transient kinetic study of CO2 activation and methanation over CeO2 supported noble metals[END_REF]. Two different reaction conditions at atmospheric pressure were used in their experiments: transient and steady state. These require the use of pulse and flow microreactor, respectively [START_REF] Trovarelli | CO and CO2 hydrogenation under transient conditions over Rh-CeO2: Novel positive effects of metal-support interaction on catalytic activity and selectivity[END_REF][START_REF] Trovarelli | Rh-CeO2 interaction induced by high-temperature reduction. Characterization and catalytic behaviour in transient and continuous conditions[END_REF][START_REF] De Leitenburg | A temperature-programmed and transient kinetic study of CO2 activation and methanation over CeO2 supported noble metals[END_REF]. The pulsed reaction (0.81 µmol 20 µL CO2 pulses in 30 mL/min H2 stream) shows a significant decrease in formation of methane after the first pulse, which might be linked to the restoring of the CeO2 stoichiometric lattice by oxidation with H2O

formed by the reaction or with oxygen from CO or CO2 [START_REF] Trovarelli | CO and CO2 hydrogenation under transient conditions over Rh-CeO2: Novel positive effects of metal-support interaction on catalytic activity and selectivity[END_REF][START_REF] Trovarelli | Rh-CeO2 interaction induced by high-temperature reduction. Characterization and catalytic behaviour in transient and continuous conditions[END_REF][START_REF] De Leitenburg | A temperature-programmed and transient kinetic study of CO2 activation and methanation over CeO2 supported noble metals[END_REF]. In fact, they report the positive effect of Ce 4+ reduction to Ce 3+ as adsorption sites for CO2 that favors the breaking of C-O bond [START_REF] Trovarelli | CO and CO2 hydrogenation under transient conditions over Rh-CeO2: Novel positive effects of metal-support interaction on catalytic activity and selectivity[END_REF].

After the second pulse, the conversion and selectivity remain constant. On the other hand, this partial deactivation is not observed in the steady state experiment at 500 K: the moles of CH4 measured not vary significantly with time in the stream of H2 and CO2 [START_REF] Trovarelli | CO and CO2 hydrogenation under transient conditions over Rh-CeO2: Novel positive effects of metal-support interaction on catalytic activity and selectivity[END_REF]. Furthermore, for Rh/CeO2 materials Trovarelli at al. [START_REF] Trovarelli | Rh-CeO2 interaction induced by high-temperature reduction. Characterization and catalytic behaviour in transient and continuous conditions[END_REF] prove the relevance of metal-support interaction to obtain a good rate for the hydrogenation of CO2. It is proposed that the Rh-Ce interaction does not comply with the behavior attributed to strong MSI of Rh with other reducible metal oxides, that leads to deactivation [START_REF] Trovarelli | Rh-CeO2 interaction induced by high-temperature reduction. Characterization and catalytic behaviour in transient and continuous conditions[END_REF]. The formation of oxygen vacancies at the interface with the metal contributes to the enhanced interaction [START_REF] Trovarelli | CO and CO2 hydrogenation under transient conditions over Rh-CeO2: Novel positive effects of metal-support interaction on catalytic activity and selectivity[END_REF][START_REF] Trovarelli | Rh-CeO2 interaction induced by high-temperature reduction. Characterization and catalytic behaviour in transient and continuous conditions[END_REF]. The reduction of CeO2 is facilitated at lower temperatures by the presence of Rh thanks to the phenomenon of spillover [START_REF] Trovarelli | CO and CO2 hydrogenation under transient conditions over Rh-CeO2: Novel positive effects of metal-support interaction on catalytic activity and selectivity[END_REF][START_REF] Trovarelli | Rh-CeO2 interaction induced by high-temperature reduction. Characterization and catalytic behaviour in transient and continuous conditions[END_REF]. Therefore, different geometric and electronic interfaces between metal and oxide at the Rh/CeO2 boundary may cause changes in catalytic activity [START_REF] Trovarelli | CO and CO2 hydrogenation under transient conditions over Rh-CeO2: Novel positive effects of metal-support interaction on catalytic activity and selectivity[END_REF].

The interaction between metal phase and cerium oxide has been assessed by changing the catalyst loading (0.7-20 %wt.) in one-step ligand-free adsorption-precipitation synthesis method of Ir/CeO2 [START_REF] Li | Tuning the selectivity of catalytic carbon dioxide hydrogenation over iridium/cerium oxide catalysts with a strong metalsupport interaction[END_REF]. Well dispersed Ir particles of small sizes on ceria nanorods are obtained (from 2.2 nm for 20 %wt. to 1.0 nm for 5 %wt.). The catalytic reaction of CO2 methanation at 1 MPa and 300 °C occurs only with a sufficient amount of Ir, 20 and 15 %wt., with satisfactory selectivity, while the catalysts with lower loadings mostly produce CO. The synthetised materials have been compared to a commercial Ir/CeO2 catalyst (5 %wt.), that is not active at these conditions. Very small clusters of Ir atoms are proved to not have enough hydrogenation ability for methane production. XPS and EXAFS characterization are used to show the different chemical properties of the Ir particles: with lower size, hence loading, more oxygen atoms from the cerium oxide are incorporated in the metal sites due to strong MSI, leading to lower hydrogenation. Therefore, the authors claim that the decreased methane selectivity is not caused by the insufficient metal sites, instead it is due to the varying chemical nature of Ir and the interaction with ceria [START_REF] Li | Tuning the selectivity of catalytic carbon dioxide hydrogenation over iridium/cerium oxide catalysts with a strong metalsupport interaction[END_REF]. Finally, it has also been demonstrated that a mixture of Ni and CeO2 powders does not result in an active catalyst [START_REF] Li | Metal-oxide interaction enhanced CO2 activation in methanation over ceria supported nickel nanocrystallites[END_REF]. Instead, the catalyst obtained by wet impregnation of 5 %wt. Ni on commercial ceria reaches at 523 K a turnover frequency of CO2 (TOFCO2) of 271 h -1 and 100% selectivity [START_REF] Li | Metal-oxide interaction enhanced CO2 activation in methanation over ceria supported nickel nanocrystallites[END_REF]. This catalyst presents Ni hexagonal particles with size 3-14 nm dispersed on the support [START_REF] Li | Metal-oxide interaction enhanced CO2 activation in methanation over ceria supported nickel nanocrystallites[END_REF]. Therefore, the interface between ceria and metal plays a very important role: the two phases must be physically in contact and sharing a superficial boundary.

The use of nickel as active phase for CO2 methanation is widely popular in synthesised and commercial catalysts thanks to the good activity of this metal and its relative low cost and good availability compared to the noble metals previously discussed. The choice of Ni precursor salts appears to be relevant for the performance of the catalyst comparing activity of catalysts synthesized with Ni nitrate and chloride [START_REF] Konishcheva | On the mechanism of CO and CO 2 methanation over Ni/CeO 2 catalysts[END_REF]. The activity of the catalyst obtained with Ni chloride is considerably lower than the other case due to the chlorine blocking ceria sites [START_REF] Konishcheva | On the mechanism of CO and CO 2 methanation over Ni/CeO 2 catalysts[END_REF]. The impregnated Ni and ceria is investigated via TPR and XPS in another study [START_REF] Zhou | Role of surface Ni and Ce species of Ni/CeO 2 catalyst in CO 2 methanation[END_REF]. Ceria is synthesized by nano-casting on KIT-6. The creation of both Ni 0 and oxygen vacancies in CeO2 during the reduction step allows the formation of a redox circulation and of two possible active sites for CO2 activation to CO to favour methanation [START_REF] Zhou | Role of surface Ni and Ce species of Ni/CeO 2 catalyst in CO 2 methanation[END_REF]. The reaction performed with this catalyst at 340 °C with weight hour space velocity (WHSV) 22 L/gcath results in a remarkable conversion (>90%) and 100% selectivity toward methane [START_REF] Zhou | Role of surface Ni and Ce species of Ni/CeO 2 catalyst in CO 2 methanation[END_REF].

Comparison of ceria with different supports

In several publications, ceria-based catalysts are proved to possess better activity than other metal oxides used as supports. CeO2 is compared with α-Al2O3, γ-Al2O3, TiO2, MgO, ZnO, ZrO2, SiO2, Ta2O5, Nb2O5 [START_REF] Trovarelli | CO and CO2 hydrogenation under transient conditions over Rh-CeO2: Novel positive effects of metal-support interaction on catalytic activity and selectivity[END_REF][START_REF] Li | Metal-oxide interaction enhanced CO2 activation in methanation over ceria supported nickel nanocrystallites[END_REF][START_REF] Tada | Ni/CeO2 catalysts with high CO2 methanation activity and high CH4 selectivity at low temperatures[END_REF][START_REF] Hao | Decoupling the effect of Ni particle size and surface oxygen deficiencies in CO2 methanation over ceria supported Ni[END_REF][START_REF] Wang | Active site dependent reaction mechanism over Ru/CeO2 catalyst toward CO2 methanation[END_REF][START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF][START_REF] Dreyer | Influence of the oxide support reducibility on the CO2 methanation over Ru-based catalysts[END_REF][START_REF] Lin | Enhancing the CO2 methanation activity of Ni/CeO2 via activation treatment-determined metal-support interaction[END_REF]. Cerium oxide, synthesized by calcination of Ce(NO3)3, was compared with TiO2

and ZrO2 [START_REF] Lin | Enhancing the CO2 methanation activity of Ni/CeO2 via activation treatment-determined metal-support interaction[END_REF]. All catalysts were wet impregnated with 5 %wt. nickel and thermally treated in H2 or air [START_REF] Lin | Enhancing the CO2 methanation activity of Ni/CeO2 via activation treatment-determined metal-support interaction[END_REF]. The classification of the different supports is done based on their reducibility: TiO2 is reducible, like CeO2, and ZrO2 is non-reducible [START_REF] Lin | Enhancing the CO2 methanation activity of Ni/CeO2 via activation treatment-determined metal-support interaction[END_REF]. As a matter of fact, TiO2 shows a response to the thermal treatment in air or in reductive atmosphere similar to ceria, namely a better conversion is obtained with the reduced catalyst. Instead, the activity of Ni/ZrO2 remains unchanged by the thermal pre-treatment. All three materials tested for CO2 methanation have a high yield for CH4 (SCH4 > 90 %). However, Ni/CeO2 achieves a better CO2 conversion (XCO2) than the other two metal oxides and allows the reaction to start at a temperature 100 K lower; overall, the activity can be ranked as CeO2>TiO2>ZrO2. The cations in the crystalline structure of the reducible supports can partially reduce (Ti 4+ àTi 3+ and Ce 4+ àCe 3+ ) and create oxygen vacancies at the surface, therefore allow a better interaction with the metal and an improved efficiency [START_REF] Lin | Enhancing the CO2 methanation activity of Ni/CeO2 via activation treatment-determined metal-support interaction[END_REF]. Dreyer et al. not only differentiate the metal oxides according to their reducibility but also according to their basicity [START_REF] Dreyer | Influence of the oxide support reducibility on the CO2 methanation over Ru-based catalysts[END_REF].

They synthetise via single-step flam spray pyrolysis strongly basic ZnO, amphoteric MnOx and CeO2 (all reducible), and Lewis acid and irreducible Al2O3 with some weak basic sites [START_REF] Dreyer | Influence of the oxide support reducibility on the CO2 methanation over Ru-based catalysts[END_REF]. Conversion of CO2 on the pristine supports occurs according to the strength of their basic sites but it produces only CO. The catalysts become active for methanation with the addition of 5 %wt. Ru in the synthesis method. Ru/CeO2 shows the best activity XCO2 83%, SCH4 99% at 300 °C followed by Ni/Al2O3 > Ru/MnOx > Ru/ZnO. The improved activity with ceria support is related both to the basic and reducible properties of the material. The amount of basic sites on CeO2 exceeds the other metal oxides. Moreover, the partial reducibility of CeO2 helps the hydrogenation reaction thanks to the optimized strength of the C-O bond of adsorbed CO* and to the increased dissociation of hydrogen [START_REF] Dreyer | Influence of the oxide support reducibility on the CO2 methanation over Ru-based catalysts[END_REF]. Ceria and alumina are further compared in two other publications, in both cases synthesized CeO2 and commercial γ-Al2O3 or α-Al2O3 are considered. The Ni/CeO2 catalyst produced by precipitation converts ten-folds more CO2 in the range 300-350 °C with a higher selectivity for methane (100%), despite the superior surface area and porosity of γ-Al2O3 from Alfa Aesar [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]. This difference is explained by the mechanism study, that will be highlighted later. Ceria, unlike alumina, has the ability to contribute to the adsorption and reaction alongside Ni sites, that allows the optimal conversion to CH4 [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]. A similar explanation is suggested by Wang et al. regarding the different activity of Ru catalysts supported on CeO2 obtained by hydrothermal method and α-Al2O3 from Sigma-Aldrich [START_REF] Wang | Active site dependent reaction mechanism over Ru/CeO2 catalyst toward CO2 methanation[END_REF]. Oxygen vacancies on ceria play an important role in the CO2 dissociation whereas on irreducible and weakly basic α-Al2O3 such interactions are not possible [START_REF] Wang | Active site dependent reaction mechanism over Ru/CeO2 catalyst toward CO2 methanation[END_REF].

Commercial cerium oxides have also been evaluated. Tada et al. [START_REF] Tada | Ni/CeO2 catalysts with high CO2 methanation activity and high CH4 selectivity at low temperatures[END_REF] report XCO2 over 10 %wt.

Ni/CeO2 around 90 % starting at 300 °C and 100 % CH4 selectivity (SCH4) up to 450 °C with reaction conditions 20 vol% CO2, 80 vol% H2 and gas hour space velocity (GHSV) 10,000 h -1 . At the same temperature range Ni/TiO2, Ni/α-Al2O3 and Ni/MgO convert less CO2. The first catalyst has a similar selectivity compared to the ceria-based one, instead the other materials produce CO as well [START_REF] Tada | Ni/CeO2 catalysts with high CO2 methanation activity and high CH4 selectivity at low temperatures[END_REF]. In agreement with the catalytic experiments, the CO2-TPD analysis shows a significant decrease in adsorption on alumina compared to ceria [START_REF] Tada | Ni/CeO2 catalysts with high CO2 methanation activity and high CH4 selectivity at low temperatures[END_REF]. In another publication, 10 %wt. Ni dispersed on CeO2 achieves XCO2 of 60% and SCH4 of 99% at 275 °C in H2/CO2/N2 flow with GHSV 36000 h -1 , whereas on SiO2 it converts CO2 at a rate hundreds times lower and with a selectivity 9 times lower [START_REF] Hao | Decoupling the effect of Ni particle size and surface oxygen deficiencies in CO2 methanation over ceria supported Ni[END_REF]. This proves that oxygen vacancies in ceria interact with nickel and improve the conversion rates toward methane with lower activation energies [START_REF] Hao | Decoupling the effect of Ni particle size and surface oxygen deficiencies in CO2 methanation over ceria supported Ni[END_REF]. Finally, 5 %wt. Ni/CeO2 is full selective to CH4, converting CO2 up to forty-fold higher than catalysts supported on TiO2 and SiO2, the latter giving CO as by-product [START_REF] Li | Metal-oxide interaction enhanced CO2 activation in methanation over ceria supported nickel nanocrystallites[END_REF]. 

Plasma

As just discussed in section 1.1.2. there are several new technologies being developed to further advance and diversify the applications of CO2 methanation. Plasma catalysis among them is gaining increasing interest from the research community as well as for industrial applications, especially in the field of CO2 valorisation. The number of papers on the topic of "plasma catalysis" has been increasing in the last decade, with more than 500 publications per year in the last 4 years (Figure 1.9). The main applications that are studied are: CO2 conversion, light hydrocarbons conversion, ammonia synthesis and pollutants removal from air [START_REF] Bogaerts | The 2020 plasma catalysis roadmap[END_REF].

The combination of plasma and catalysis merges several fields as plasma chemistry and physics, materials science, and catalysis, besides it opens new questions regarding thermodynamics and kinetics during the reaction, and interaction between plasma and materials, but it is promising thanks to its versatility and efficiency. The term plasma has been first adopted to indicate an ionized gas in 1928 by Irving Langmuir, who saw a similarity between the way blood plasma contains white and red corpuscles and the presence unbound electrons and positive ions in an ionized gas [START_REF] Tonks | A general theory of the plasma of an arc[END_REF]. Plasma is also known as the 4 th state of matter, and it makes up more than 99 % of visible matter as it is present in astronomical objects as stars and natural occurring phenomena as northern light and lightnings. Nonetheless, plasma consists of several other species both charged, as electrons and positively and negatively charged ions, and neutrals, as atoms, molecules, and radicals. The presence of these different species makes plasma very reactive and characterized by a complex chemistry. Moreover, the excitation of the atoms in a plasma may lead also to light emission. Nowadays, plasma's main applications involve chip manufacturing, coating, light sources, and displays [START_REF] Snoeckx | Plasma technology-a novel solution for CO2 conversion?[END_REF].

The ionization degree may vary from fully, known as fusion plasma (temperature >10 7 K), to partially ionized plasma, or gas discharges. A characteristic parameter of plasma is the Debye length defined as:
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where $ ' , kB and e are constants (permittivity of free space, Boltzmann constant and electron charge, respectively) and Te and ne are the temperature and density of electrons, respectively, and it defines the scale over which the electrons screen out electric fields in plasma and charge separation occurs [START_REF] Shohet | Plasma Science and Engineering[END_REF]. In order to have a plasma, considered as ionized gas that is macroscopically neutral, its dimension L must be L >> ! ! . An additional division of gas discharges regards the thermal equilibrium, meaning whether the temperature of the various components (gas, electrons, ions with their respective degrees of freedom) of plasma are in thermal equilibrium or not. Thermal plasmas are considered to be in local thermodynamic equilibrium and their temperature goes up to 2 10 4 K.

On the other hand, plasmas in non-local thermodynamic equilibrium are called non-thermal plasmas (NTP). In this case there is an imbalance between electron temperature and gas temperature, the first being much higher (1 eV) than the latter, which might remain at room temperature. The high electron temperature is due to the small mass compared to the larger atoms that form the gas, therefore electrons can be easily accelerated by the electric field and do not lose notable energy during elastic collisions. An in-between category of gas discharge has been identified

as "warm" plasmas, which are characterized by non-equilibrium as well as high electron density and gas temperature (2000-3000 K).

There are several ignition mechanisms for NTP, but the easiest example is applying a potential difference between two electrodes in a gas tube establishing an electric field. Above a certain threshold, which depends on the gas composition, pressure, and distance between electrode according to Paschen's law, the breakdown of the gas occurs and the acceleration of free electrons, which can collide with gas molecules to produce new ions and electrons via ionization, excitation, or dissociation. Due to this avalanche effect, or known as Townsend mechanism, the plasma can self-sustain. Different types of gas discharge set-ups and ignition mechanisms have been established:

• Glow discharge: normally made of a low-pressure gas tube and two electrodes between which a direct current (DC) voltage difference is applied. Usually operates at low pressure 10-5 mbar to atmospheric and at room temperature. It allows to have a uniform discharge which very well adapts to the needs of lab scale set-ups. • Dielectric barrier discharge (DBD): consists of two parallel electrodes (planar or coaxial) among which at least one dielectric materials (quartz, alumina, polymers…) is placed. An alternating current (AC) Hz to MHz frequency (f) high voltage (V) power (P) 1-100 kV supply is used for one of the electrodes while the opposite is grounded. It is usually a non-uniform plasma and operates in filamentary mode, meaning that the plasma zone is only partially filled by micro-discharges while the rest of the gas is not ionized.

• Corona: plasma is ignited with sufficiently high electric field at a sharp edge, by applying a negative or positive voltage. It is characterized by high ionization and electron density.

• Gliding arc (GDA): part of the warm plasma class. Normally operates at the atmospheric pressure, plasma is established at the closest gap point between two electrodes with a potential difference and using the effect of arc expansion.

• Microwave (MW): also a warm plasma. The discharge is ignited via electromagnetic microwave in the frequency range 300 MHz to 10 GHz.

• Radiofrequency (RF): warm plasma that is ignited by an electromagnetic radiofrequency 1-100 MHz wave.

CO2 plasma for CCU applications

Several publications have studied NTP for CCU applications. In plasma, even a stable molecule as CO2 can be excited in an energy efficient way as exploiting the vibrational levels. Indeed, as previously discussed, the CO2 molecule is a thermodynamically stable, linear molecule in the ground state. It possesses three vibrational modes: symmetric stretch, bending, and asymmetric mode, defined by different energy gaps. Free electrons from NTP according to their energy can interact with CO2 and vibrationally excited it. This is just one of the energy exchange mechanisms that can occur in NTP, including exchange to translational or rotational modes.

The high reactivity of plasma species and the beneficial vibrational excitation and interactions that can occur in NTP led to exploring the NTP discharge types described in the previous section for the known reactions of CCU (Table 1.2) without the addition of a catalytic material. The specific energy input (SEI), which is the ratio of the discharge power by the gas flow, is plotted against the CO2 conversion obtained with plasma without any packing material in Figure 1.10. The six discharge types are reported with different symbols (with the addition of the "other" category) and the applications with different colours. The figure shows that most results regard CO2 splitting applications, which was already commented in in section 1.1.2. to be beneficial with plasma rather than using thermochemical methods. These points mostly lie at conversion below 40 % and in the SEI range 10 3 to 10 5 J/L. For CO2 splitting only a few results using RF and MW reactors stand out with higher conversion, due to the suitable electron temperature range and efficient vibrational excitation of these discharge types (they are indeed warm plasmas) [START_REF] Chen | CO2 conversion using catalyst-free and catalyst-assisted plasmaprocesses: Recent progress and understanding[END_REF]. CO2 methanation in not a popular application for catalyst-free NTP, as only around 10 points with DBD reactors were found in the literature screening. In this case, the conversion increases linearly with SEI around 10 4 J/L. Dry gas reforming has been investigated with several different plasma sources (DBD, GDA, RF, glow, MW) and typically requires lower SEI to achieve good conversion. 

Plasma-assisted catalysis

NTPs are usually applied in plasma catalysis as their non-equilibrium and highly energetic electrons make them very reactive but also of facile operation due to the favourable pressure and temperature conditions at which they are ignited. Plasma-assisted catalysis, or plasma catalysis, considers the combination of a NTP set-up, previously presented, with a catalytic material. While the plasma may activate the gas molecules, the catalyst controls and selects the yield of the reactions on its surface. Two configurations are found in literature: either by packing the reactor with the material (one-stage or in-plasma) or by locating the catalyst downstream of the plasma (two-stage or post-plasma) [START_REF] Kim | A multidisciplinary approach to understand the interactions of nonthermal plasma and catalyst: A review[END_REF]. NTP affects both the gas feed, by collisions with electrons, which lead to ionization, excitation and dissociation, and the catalyst surface, but in different ways for inand post-plasma configurations. An important factor to consider in the choice of configuration is the temperature of the gas discharge, which may be destructive for the catalyst, as well as the lifetime of the reactive species created in plasma. Plasma-assisted catalytic reactions for CO2 valorisation are more commonly found in literature in an in-situ configuration with source types as DBD, corona, arc, and jets (the last two are marked as "other" as they were not discussed previously). The reactions explored via one-step plasma catalysis for CCU reported in Figure 1.12 are CO2 splitting, hydrogenation to methane or other hydrocarbons, and RWGS. It is clear that the most common set-up found in literature for these applications is DBD reactor (squares). CO2 splitting requires an increasing SEI in order to get high conversion, but a clear improvement with the addition of a catalyst is not observed (compared to Figure 1.10). The MW and RF source types, which reached good CO2 splitting results without a catalyst, are not shown in this figure as the gas temperature in this kind of plasma reactors is too high for one-stage configurations and would destroy the catalytic material. Instead, CO2 methanation reaction (less common in the catalyst-free tests) is a well explored application for plasma catalysts in DBD reactors, the specific energy input typically required is confined in the 10 3 to 10 4 J/L region and shows an improved conversion compared to splitting. Other reactions in DBD plasma of CO2 with a co-reactant require a specific energy input above 10 4 J/L. Using a packed bed DBD reactor for plasma-assisted catalytic reactions, in which the catalyst is able to interact directly with the plasma and the reactive species created, allows to avoid that their short lifetime hinders the active species from reaching the catalyst bed [START_REF] Dębek | A review on plasma-catalytic methanation of carbon dioxide -Looking for an efficient catalyst[END_REF]. Plasma affects the catalyst and vice versa the packing materials changes the discharge properties, a summary of these possible interactions is schematically reported in Figure 1.11b. Radicals are formed in NTP and can react with the functional groups on the surface and stick for deposition or enhance the catalytic activity [START_REF] Kim | A multidisciplinary approach to understand the interactions of nonthermal plasma and catalyst: A review[END_REF][START_REF] Neyts | Plasma Catalysis: Synergistic Effects at the Nanoscale[END_REF]. These reactive species are normally characterized by short lifetime, therefore the probability of interaction of these species with the surface depends on the dimensionless parameter Λ defined in a review by Kim et al. [START_REF] Kim | A multidisciplinary approach to understand the interactions of nonthermal plasma and catalyst: A review[END_REF] as:
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where l is the distance to the surface, LD is the diffusion length, calculated with the lifetime and diffusion coefficient of the species, and Lef is the migration length by electric field, which is determined by mobility, electric field and time period of the electric field. If the criterium is met, reactive species created in plasma will be able to interact with the catalyst and change its surface chemistry [START_REF] Kim | A multidisciplinary approach to understand the interactions of nonthermal plasma and catalyst: A review[END_REF]. Plasma interacts with the catalyst and its surface in several other ways: by impact of electrons and charged species, which can lead to etching, ion implantation, charging or deposition, by reaction with radicals created in the gas phase, by overheating, and by photons irradiation [START_REF] Neyts | Plasma Catalysis: Synergistic Effects at the Nanoscale[END_REF].

Charged species bombardment due to plasma can induce as well morphological changes such as enhancing surface area, since it has been proved to lead to smaller and more uniform granularity [START_REF] Neyts | Plasma Catalysis: Synergistic Effects at the Nanoscale[END_REF]. Moreover, it can have an impact on the oxidation state, e.g., nickel reduction, and exposed facet [START_REF] Neyts | Plasma Catalysis: Synergistic Effects at the Nanoscale[END_REF][START_REF] Nizio | Hybrid plasma-catalytic methanation of CO2 at low temperature over ceria zirconia supported Ni catalysts[END_REF][START_REF] Benrabbah | Plasma DBD activated ceria-zirconia-promoted Ni-catalysts for plasma catalytic CO2 hydrogenation at low temperature[END_REF]. All these features of the material define the catalyst work function that is a very important property for its activity and selectivity [START_REF] Neyts | Plasma Catalysis: Synergistic Effects at the Nanoscale[END_REF]. Heating of the material can lead to hot spots formation and even melting of the nanofeatures of the support and catalyst due to the Gibbs-Thompson effect [START_REF] Neyts | Plasma Catalysis: Synergistic Effects at the Nanoscale[END_REF]. Hot spots are characterised by strong micro-discharges in sharp edges or small gaps in the catalyst, which were reported to promote catalytic reactions [START_REF] Van Durme | Combining non-thermal plasma with heterogeneous catalysis in waste gas treatment: A review[END_REF]. The heating of the catalyst due to plasma interactions is beneficial to the catalytic process especially if endothermic, decreasing the external heating required [START_REF] Neyts | Plasma Catalysis: Synergistic Effects at the Nanoscale[END_REF].

A final aspect to consider is the effect of the catalyst on plasma characteristics. The presence of a catalytic material having dielectric properties inside the plasma will have an impact on the discharge and electric field. Morphology and porosity of the catalyst, mostly the support plays a role since it has been reported that micro-discharges can occur at the surface and inside pores of catalysts.

Having plasma inside micropores would vary its properties as well as increase the probability of reactive species interaction with the surface according to eq. (1.10). Empirical evidence reports a deviation from Paschen's law in air plasma at 1 atm for gaps smaller than 10 µm [START_REF] Kim | A multidisciplinary approach to understand the interactions of nonthermal plasma and catalyst: A review[END_REF]. Furthermore, models and experiments suggest that discharge ignition is easier inside large catalyst pores or for materials with low dielectric constant and that the pore shape affects the electric field enhancement [START_REF] Bogaerts | The 2020 plasma catalysis roadmap[END_REF][START_REF] Wang | Streamer propagation in a packed bed plasma reactor for plasma catalysis applications[END_REF]. However, particle-in-cell/Monte Carlo collision model simulations suggest the limit of pore size to be the Debye length ! ! for plasma generation within the catalyst pores [START_REF] Zhang | Propagation of a plasma streamer in catalyst pores[END_REF]. From this point of view, plasma cannot be created inside the catalyst pores lower than 50 nm size. Other authors support that in small pores plasma occurs at very short times at the beginning of the micro-discharge before the plasma sheath is formed at the surface [START_REF] Zhang | Propagation of a plasma streamer in catalyst pores[END_REF]. Typically, a field augmentation is observed in in-plasma catalytic processes. These effects have been represented in the review by Kim et al. as extra components in the equivalent electrical circuit of the packed plasma reactor: a capacitor (Ccatalyst) and resistor (Rcatalyst) in series with Cgas and Rgas, respectively [START_REF] Kim | A multidisciplinary approach to understand the interactions of nonthermal plasma and catalyst: A review[END_REF]. The Ccatalyst depends on the dielectric constant of the material, while Rcatalyst can be affected by humidity, conductivity and temperature [START_REF] Kim | A multidisciplinary approach to understand the interactions of nonthermal plasma and catalyst: A review[END_REF]. Moreover, the onset voltage of the plasma usually decreases with catalyst packing. The enhancement of the electric field due to reactor packing and nanostructures of the catalyst leads to a variation of the electron energy distribution, which describes the behaviour of the generated gas discharge. In Figure 1.13, methods of reaction study as modelling and operando techniques are highlighted, in fact these tools are vital to gain insight on the plasma catalytic mechanism and on the impact of plasma-catalyst synergy [START_REF] Bogaerts | The 2020 plasma catalysis roadmap[END_REF][START_REF] Azzolina-Jury | Mechanism of Low Pressure Plasma-Assisted CO2 Hydrogenation Over Ni-USY by Microsecond Time-resolved FTIR Spectroscopy[END_REF]. All the phenomena previously presented add up to the plasma-catalyst synergy, that represents one of the key parameters to control for enhanced and efficient CO2 catalytic methanation. Other parameters as gas flow, GHSV and pressure are also very relevant as they can affect the overall cost of operation of a plasma catalytic reactor [102,106]. As expected, it was found that higher GHSV, related to shorter contact time, leads to lower CO2 conversion [102]. The packing of the plasma zone, meaning the macroscopic size of the catalyst (powder or macro-supports) and the packing mode (mid-or downstream packing) have also been investigated and are important for the plasma-catalyst interaction [106,107]. The characteristics of the catalyst, including active site, support, and promoter selection and beneficial properties, will be discussed in the next section 1.4.1.

Ceria-based catalysts for plasma-assisted CO2 methanation

Several publications in the last decade have proved that the combination of cold plasma with an active and selective catalyst can lead to high yield for CO2 methanation at ambient pressure and lower temperature than the thermochemical reaction [START_REF] Benrabbah | Plasma DBD activated ceria-zirconia-promoted Ni-catalysts for plasma catalytic CO2 hydrogenation at low temperature[END_REF][START_REF] Parastaev | Temperatureprogrammed plasma surface reaction: An approach to determine plasma-catalytic performance[END_REF]114,103,106,[108][109][110][111][112][113]. On the other hand, the effect of plasma or ceria supports alone are proved to be negligible for CO2 methanation, resulting in low conversion of CO2 without selectivity towards methane [113,115]. CeO2 or ceria mixed oxides, predominantly CexZr(1-x)O2 known as ceria-zirconia, supports were used mostly for nickel catalysts in these works (Table 1.4). Ni metal on commercial ceria for plasma-assisted CO2 methanation were reported in two publications that also discuss the effect of Co and Y promoters on the activity in plasma [115,116]. The optimal amount of Co as promoter is fixed to 1%wt. and the positive effect on the activity is linked with improved surface basicity, which is also promoting the thermal reaction [116]. Guo et al. [115] obtained the Y-doped Ni/CeO2 via mechanochemical synthesis and compared different amounts of Ni and Y. For the nickel content (0-10 %wt.), the best CO2 conversion at 10 kV corresponding to 13 kJ/L is reached with 7.5%Ni/CeO2. This result is improved only with the addition of 1%wt. Y, as lower or higher quantities were shown to be detrimental. Y improves the basicity and oxygen vacancy concentration on the surface of the catalyst, which are beneficial for CO2 activation. Commercial ceria-zirconia mixed oxide was used as a support for Co [START_REF] Parastaev | Temperatureprogrammed plasma surface reaction: An approach to determine plasma-catalytic performance[END_REF]117] and for Ni catalysts [START_REF] Benrabbah | Plasma DBD activated ceria-zirconia-promoted Ni-catalysts for plasma catalytic CO2 hydrogenation at low temperature[END_REF]106,[108][109][110][111][112]114] for plasma-catalytic CO2 methanation. Mikhail and co-workers [109,110] also considered the influence of the presence of different promoters, observing improved performance for Gd-containing Ni/Ce0.58Zr0.42O2 and the detrimental effect of K and Na used as dopants. Ceria-zirconia is widely recognized as an excellent catalyst support for this application due to enhanced formation of oxygen vacancies, which is a key step in the oxygen-electron exchange mechanism activated in the presence of the DBD plasma [114]. The dielectric properties of the catalyst were also related to the catalytic activity [110] since, together with its particle size and shape, they strongly influence the characteristics of the plasma discharge catalysts. CeO2 was employed as well as a promoter, resulting in enhanced activity for Ni catalysts on Al2O3 and zeolites in DBD plasma [101,113,118]. The amount of CeO2 was varied from 0 to 50 %wt. and it was found that for the plasma-assisted reaction the optimal amount is 10 %wt. while for thermal methanation a higher quantity (40 %wt.) is required for an enhanced methane yield as ceria promotes the CO2 adsorption and activation on the catalyst surface [113]. On the other hand, the 15%Ni/10%Ce/Al2O3 catalyst in plasma assists the CO2 splitting to CO and facilitates this reaction pathway.

Further studies on physicochemical and electrical properties of the ceria-based materials used as packing of a plasma DBD reactor are required in order to better understand the most favourable features and the effect of the material on plasma-catalyst synergy to improve the process performance [START_REF] Wang | Streamer propagation in a packed bed plasma reactor for plasma catalysis applications[END_REF][START_REF] Zhang | Propagation of a plasma streamer in catalyst pores[END_REF]119]. 

Diagnostics for plasma catalysis

The complexity of plasma chemistry, of vibrational, rotational and translational exchanges, and of plasma-catalyst mechanisms of interaction that occur in a one-stage plasma catalytic reactor require an exhaustive in-situ analysis, which ideally should be standardized to obtain comparable plasma parameters, e.g., gas temperature [START_REF] Bogaerts | The 2020 plasma catalysis roadmap[END_REF]. Reliable diagnostic techniques of plasma and plasma catalytic systems also helps to correctly measure the plasma parameters used to input in numerical models that help understanding the behaviour, prospect, and limits of the plasma discharge [START_REF] Bogaerts | The 2020 plasma catalysis roadmap[END_REF].

Several spectroscopy techniques are commonly used in plasma diagnostics and may be applied for plasma catalytic systems. The most common ones are Fourier transfer infrared spectroscopy (FTIR)

to identify the hetero-nuclear molecular species in plasma, gas and eventually adsorbed on the catalyst surface, and Optical emission spectroscopy (OES), to find the excited species by NTP. Other optical techniques are fast imaging with intensified charged coupled device cameras to follow the morphology of plasma filaments and laser diagnostics. Laser diagnostics include laser induced fluorescence spectroscopy for measurements with spatial and temporal resolution of species densities [120], Rayleigh/Raman/Thomson scattering for molecules and gas temperature detection [START_REF] Bogaerts | The 2020 plasma catalysis roadmap[END_REF], and electric field induced second harmonic generation for measuring the electric field inside filaments [START_REF] Bogaerts | The 2020 plasma catalysis roadmap[END_REF]. A similar measurement can be obtained via Mueller polarimetry, which can also gauge the electric field induced inside dielectric catalytic materials related to surface charge deposition and plasma electric field distortion [START_REF] Bogaerts | The 2020 plasma catalysis roadmap[END_REF]. OES can also be used to measure the gas 

CO2 methanation reaction mechanisms in the presence of CeO2-based catalysts

There are two main CO2 methanation reaction pathways proposed in literature: via CO or via formate. The first mechanism involves dissociation of CO2 to CO which is absorbed as surface carbon species and subsequently hydrogenated to form CH4. The second one involves direct hydrogenation of adsorbed CO2 to formate as reaction intermediate that is then transformed to HCOO and then to methane via reaction with hydrogen. Regarding Ni/CeO2 catalysts, it is widely accepted that the adsorption site for H2 is the metal Ni 0 particles and for CO2 the ceria surface [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]. Further dissociation and reaction of CO2 may occur at the metal-support interface. These mechanisms were proposed also for the plasma-assisted reaction, as the interaction and activation on the catalyst surface still plays a major role in the plasma-catalytic methanation. However, plasma might affect the mechanism as the discharge aids the CO2 splitting and it may modify the catalyst surface, creating new active sites and therefore opening a new reaction path, or reactivating adsorption sites [START_REF] Azzolina-Jury | Mechanism of Low Pressure Plasma-Assisted CO2 Hydrogenation Over Ni-USY by Microsecond Time-resolved FTIR Spectroscopy[END_REF][START_REF] Dębek | Low-pressure glow discharge plasma-assisted catalytic CO2 hydrogenation-The effect of metal oxide support on the performance of the Ni-based catalyst[END_REF].

Already in the 1990s, Trovarelli and De Leitenburg [START_REF] Trovarelli | CO and CO2 hydrogenation under transient conditions over Rh-CeO2: Novel positive effects of metal-support interaction on catalytic activity and selectivity[END_REF] had considered a CO pathway for thermal CO2 methanantion, with a key role of OV of ceria for the adsorption of CO2 and formation of CO. The vicinity of lattice defects of the support with the metal particles (Rh) facilitates the H2 spillover and the reduction of the CO formed. The OVs have an important part in the selection of the mechanism according to Hao and co-workers [START_REF] Hao | Decoupling the effect of Ni particle size and surface oxygen deficiencies in CO2 methanation over ceria supported Ni[END_REF]. On an OV-rich surface, CO2 is attached on Ce 3+ sites and the oxygen atoms are exchanged between the intermediates and OV, so it promotes the formate pathway with the reaction bi-HCOO > br-HCOO > H3CO. On the other hand, if the ceria surface does not have lattice defects and the Ni is well dispered on it, the reaction shifts to the carboxyl pathway and selectivity for CO: the oxygen from the adsorbed CO2 is not retained by the surface and the adsorbed molecule is transformed to carboxyl species on nickel surface [START_REF] Hao | Decoupling the effect of Ni particle size and surface oxygen deficiencies in CO2 methanation over ceria supported Ni[END_REF]. It was also reported by Cardenas-Arenas [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF] that water desorption is the slowest mechanism step, however the Ni/CeO2 surface does not accumulate carbonates or water species under reaction conditions, as the chemisorption sites are different. According to the authors, this is a perk of the ceria support that possesses high oxygen mobility, unlike Ni/Al2O3 catalyst, whose surface remains blocked by water and intermediates [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]. Unlike Ni, Ru sites are responsible for both CO2 dissociation to CO* and hydrogen chemisorption, these can react and hydrogenate to HCOH* to then form methane [START_REF] Dreyer | Influence of the oxide support reducibility on the CO2 methanation over Ru-based catalysts[END_REF].

The reaction rate depends on the CO/H adsorption ratio and strength. The type of support is helpful to determine the bond strength of the adsorbed CO, a partially reducible support as CeO2 favours the H2 dissociation on Ru over CO adsorption and allows a sufficiently weak CO bond for further reactions, which explains the better performance compared to other metal oxides [START_REF] Dreyer | Influence of the oxide support reducibility on the CO2 methanation over Ru-based catalysts[END_REF].

Some studies were carried out regarding the mechanism of plasma-assisted CO2 methanation, by means of operando FTIR [START_REF] Azzolina-Jury | Mechanism of Low Pressure Plasma-Assisted CO2 Hydrogenation Over Ni-USY by Microsecond Time-resolved FTIR Spectroscopy[END_REF][START_REF] Dębek | Low-pressure glow discharge plasma-assisted catalytic CO2 hydrogenation-The effect of metal oxide support on the performance of the Ni-based catalyst[END_REF], diffuse reflectance infrared Fourier transfer spectroscopy (DRIFTS)

[117] , OES [128], and temperature programmed plasma surface reaction (TPPSR) [START_REF] Parastaev | Temperatureprogrammed plasma surface reaction: An approach to determine plasma-catalytic performance[END_REF]. It was highlighted that the mechanism of the reaction in plasma conditions can be attributed to both Langmuir-Hinshelwood and Eley-Rideal mechanism due to the presence of gas-phase H species, while in thermal catalysis this latter proceeds only via Langmuir-Hinshelwood [129]. Benrabbah et al. [128] studied the formation of highly reactive species from CO2 and H2 in plasma, which are reaching the surface of the Ni/CeZrO2 catalyst and consumed by the Ni sites. Parastaev and coworkers [START_REF] Parastaev | Temperatureprogrammed plasma surface reaction: An approach to determine plasma-catalytic performance[END_REF]117] investigated both DRIFTS and TPPSR using labelled 13 CO2 techniques to determine the reaction mechanism in a DBD on Co/CeZrO4 catalysts. It was found that CO2 methanation occurs mainly through the conversion of gaseous CO2 that is firstly converted to CO which is further adsorbed on the Co particle and hydrogenated to form CH4, following the carboxyl pathway. There are formate peaks detected in the IR spectra, but they do not vary in intensity, therefore indicating that these species are not involved in the reaction. Furthermore, they showed that electron bombardment from plasma provokes the desorption of CO2 and CO from CeZrO4 surface, and even carbonate and formate species previously adsorbed are transformed to CO2 and CO by electron impact [START_REF] Parastaev | Temperatureprogrammed plasma surface reaction: An approach to determine plasma-catalytic performance[END_REF]. Mikhail and collaborators [114] suggest an interesting reduction-oxidation cycle that maintains the CO2 methanation, fed by the non-stoichiometric nature of ceria-based mixed oxides used for Ni catalysts in their publications. The metal/support interaction is compared to a P-N junction, which is the interface of two semiconductors, called N-type (electron rich) and P-type (electron deficient), in a single material. In this picture, with the superposition of an electric field from plasma, the ceria-containing support behaves as electron acceptor, i.e., N-type semiconductor, that releases oxygen to produce OV, and the metallic Ni behaves as a P-type semiconductor, releasing electrons and accepting the oxygen from the OV [114]. The flows of electrons and oxygen are maintained with the effect of the electric field established by the plasma and if the catalyst is characterized by good MSI, therefore a good interaction boundary at the P-N junction. Furthermore, the reduction-oxidation cycle is preserved thanks to the continuous interaction of the surface sites with CO2 or H2 species that provide oxygen to the oxygen-deficient Ce 3+ sites and reduce the Ni sites via H2 dissociative adsorption [114].

Motivation and objectives of the thesis

The previous bibliographical study was presented in order to encapsulate this thesis work within the multidisciplinary field of plasma catalysis, in the framework of the state-of-the-art of plasmaassisted CO2 methanation and potential applications of ceria-based catalysts. It was shown that plasma-catalyst synergy and full exploitation of the physicochemical properties of cerium oxide, such as OSC and MSI, represent some of the key parameters to control for enhanced and efficient CO2 catalytic methanation.

The goal of this work is to gather further insights into the optimal characteristics of a catalyst for an FTIR operando study is performed and reported in chapter 6. The goal of this chapter is to present the experimental techniques that were adopted to obtain the results that will be discussed al through the manuscript, more in detail in chapters 3 and 4.

Furthermore, the synthesis methods of the catalysts used for the analysis presented in all next chapters is explained.

The materials preparation and most of the physicochemical characterization was performed in the 

Synthesis

Materials

For catalyst synthesis, metal nitrate salts Ce(NO3)3•6H2O (Sigma Aldrich, 99.99% pure), and (NiNO3)2•6H2O (Sigma Aldrich, extra pure), sodium hydroxide (NaOH) (PanReac AppliChem by ITW Reagents 98% pure) were utilized. Deionized water is denoted as dH2O (Siemens Ultra Clear RO, conductivity 2 μS/cm) and Ultrapore MilliQ water (Siemens Ultra Clear conductivity 0.055 μS/cm) as MilliQ.

Hydrothermal method

Nano-structured CeO2 materials were prepared following a standard hydrothermal synthesis method, which has been described in previous publications [130,131]. Basically, 0.6 g of Ce(NO3)3•6H2O were added to a 40 mL NaOH solution in the range of 1-15 M and stirred magnetically for 10 min in a PTFE beaker (Stuart heat-stir C162). The solution was then placed in a 45 mL Teflon-lined autoclave inside an air-circulating oven (Memmert vacuum oven), allowing gradient-less temperature to be achieved through its whole volume. Following hydrothermal synthesis, the autoclave was cooled down to room temperature. The powder obtained was filtered with a 0.45 μm pore size nylon filter, washed several times with dH2O and finally with MilliQ water.

The powder was dried at 120 °C overnight, the resulting weight of CeO2 product was around 250 mg. The same procedure was performed also with a larger autoclave of 530 mL volume, the amount of precursor and volume of NaOH solution was adjusted accordingly, in order to obtain a larger amount of CeO2 sample. 

Design of experiments (DOE)

A + 1 = 9. The experiments were randomized in order to minimize human error in the synthesis repetition. The samples are labelled DOEn with n being the number 0 to 8 corresponding to the synthesis order. Each synthesis was repeated at three times (both with small and with large volume autoclaves), creating two blocks in the DOE. Table 2.1 summarizes these factors and levels, as well as the notation used for the different CeO2 materials obtained. The mixture was left on magnetic stirring for 30 minutes at room temperature and then placed in a bath at 60 °C with continuous stirring until water was evaporated. The solid was dried overnight at 120 °C, and subsequently calcined in air at 550 °C for 4 h in a muffle oven (Carbolite CWF 1300).

Upon calcination, all the catalysts were hand-milled and sieved to a grain size of 25-200 μm.

Physicochemical characterization

The catalytic materials whose synthesis was just described were thoroughly characterized by a number of techniques in order to determine their composition, surface composition, morphology, particle size, crystalline structure, textural characteristics, etc. The schematic of the techniques and relative purposes is shown in Figure 2.2, divided by structure, textural and surface characterization of the supports and catalysts. 

X-Ray Diffraction (XRD)

XRD is one of the first techniques to be used for characterization of materials. It allows to know if the sample is crystalline, identify the crystalline phases, and calculate the respective crystallite size.

This technique relies on the reflection of X-ray wave with wavelength ! on the lattice planes of a crystalline material, which are at a specific distance d according to the material and crystalline lattice. The reflected waves diffract at the detector and result in diffraction peaks when constructive interreference occurs, meaning at the angles at which Bragg's law is met:

(! = 2* sin(/) (2. 1)
where n is the order of reflection, ! the wavelength of the beam (Å), d the interplanar spacing (Å)

and / the Bragg angle (°). The scattering is spherical; therefore the measured angle will be 2/. Each lattice plane at interplanar distance d is characterized by the type of material and crystalline cell and described by the Miller indices (hkl). By the position of the peaks in the diffractograms it is possible to identify the (hkl) planes and therefore the crystalline material, as a fingerprint. In a perfectly crystalline material, the diffraction peaks are lines, however in real polycrystalline materials consisting of many small crystallites the peaks experience a broadening, due to the diffraction occurring among the reflected x-rays at deeper levels. If the crystallite analysed has very few crystalline planes (small crystallite size), the diffraction produced by deep planes will not be destroyed and will just experience a lower intensity and a broad peak produced by the sum of multiple reflections will be observed. It is possible to calculate the crystallite size L (nm) via Debye-Scherrer equation:

1 = 3 ! / 5 cos(/) (2. 2)
with w that is the peak width, ! the wavelength of the beam (nm), / the Bragg angle (°), and k is the dimensionless shape factor, which depends on how the peak width is measured, the morphology of The XRD diffractograms were acquired using a Bruker D8 Advance series II diffractometer using monochromatic Cu-Kα radiation (λ = 0,1541 nm) operated at 40 kV and 40 mA. Data were collected in the 2θ range from 20° to 90°, using a step size of 0.03° and a step time of 1 s. All the patterns obtained were calibrated against a silicon standard. The sample preparation involved milling into a very fine powder and levelling into a thin and smooth layer on the rotating sample holder, which reduces noisy signal, improves the background, peak intensity and reliability. Brindley correction for spherical particles has been adopted to take into account the microadsorption from the grains of the powder and intensity reduction. The identification of crystalline phases was accomplished with EVA software using ICSD references while the Rietveld analysis was performed using the TOPAS software.

Scanning Electron Microscopy (SEM) and energy-dispersive X-ray (EDX)

Details on the morphology of the CeO2 nano-structured supports and Ni catalysts prepared were gained through SEM analyses. SEM micrographs were acquired using a SEM-EDX Hitachi S-3400N microscope with variable pressure couple to a Röntec XFlash EDX analyzer operated at 10 kV, utilized to have an elemental analysis of the samples. To better determine the morphology of the samples, depending on the conductivity and the interaction of the atoms on the surface of the sample with the electron beam, different modes of the microscopy were used such as Backscattered electrons (BSE), secondary electrons (SE), environmental SEM (ESEM) or Au covering. A small quantity of the powder sample was carried on a carbon holder for characterization in SEM.

Transmission Electron Microscopy (TEM)

TEM works by irradiation of the sample with an electron beam of uniform voltage, focused on the specimen by electromagnetic lenses. Part of the electrons are transmitted, the rest is dispersed or produce interactions that result in emission of light, x-ray, secondary and Auger electrons. From these signals information related to the sample (morphology, composition, crystalline structure and crystal defects, electronic structure, etc.) can be extracted. High-resolution TEM (HRTEM) was performed in a FEI Titan microscope at 300 kV containing spherical-aberration corrector at the objective lens. The high-resolution scanning TEM (HRSTEM), high-angular annular dark-field STEM (HAADF-STEM) images were acquired by a FEI TITAN low base TEM at 300 kV containing aberration corrector at the condenser lens and also equipped with EDX detector. A small quantity of the powder sample was carried on a copper grid for characterization in TEM.

N2 Physisorption

The textural properties of both CeO2 nano-structured supports and Ni-containing catalysts were assessed by means of N2 physisorption at -196 °C, performed in an Autosorb 6 device (Quantachrome). Prior to the adsorption measurements, the samples were outgassed in situ under vacuum (4 mbar) at 250 °C for 4 h, in order to remove any adsorbed impurity. During the measurement, the gas amount (N2) is recorded at isothermal conditions while the partial pressure p/p0 of the gas is varied and a graph with adsorption and desorption lines is built as a function of p/p0, typically forming a hysteresis loop for mesoporous solids.

The amount of N2 that is physically adsorbed depends on the surface and porosity of the sample.

The Brunauer-Emmett-Teller (BET) method is the most common one for the calculation of the surface area SBET (m 2 /g), assuming that a monolayer of adsorbed molecules is formed: The porosity of the sample can be qualitatively assessed by observing the isotherm graph and hysteresis. The pores can be categorised according to their width as: macropores (> 50 nm), mesopores (50-2 nm), and micropores (< 2 nm). The International Union of Pure and Applied Chemistry (IUPAC) has defined some common characteristics on the porosity of the materials depending on the isotherm shapes collected in Figure 2.3a: type I is a microporous material, type II is macroporous or non-porous, type III is non-porous with low interaction of the surface with the adsorbate, type IV is typical of mesoporous samples, the hysteresis in this case occurs (type IVa) due to to capillary condensation, type V is mesoporous with low interaction adsorbate-solid, and type VI is unusual and describes a non-porous and very uniform surface [135,136]. Mesoporous samples display a hysteresis in their isotherm graphs, that is also described by the IUPAC related to solid characteristics (Figure 2.3b): H1 almost vertical is linked with a narrow pore size distribution, in H2 the adsorption and desorption branches are quite different in slope and describes a material with a wide pore size distribution and undefined morphology in which pore blocking occurs, H3 is typical for slit-like pores, zeolites and carbons normally possess the hysteresis loop H4, H5 is associated with partially blocked mesopores [135]. For mesoporous samples, the SBET calculations are restricted to the p/p0 range 0.1-0.3.

8 +,$ = -' . ' / ( 0 (2. 3)
The total pore volume (VP) is obtained from the volume of nitrogen adsorbed at the highest point of relative pressure, meaning close to 1, considering the N2 at standard conditions at -196 °C and with a density of 0.808 g/cm 3 . This method is valid unless a steep increase in N2 volume is observed at p/p0 close to 1, which indicates condensation of the gas in the pores.

Density Functional Theory (DFT) method is applied to the adsorption isotherms to obtain the pore size distribution, therefore the modal pore size (WP). The correct fluid, material surface and assumed pore shape (N2, silica/oxide for CeO2-based samples and cylindrical shape for the samples studied) must be selected to correctly apply this computational technique, calculate the fluid and solid interaction parameters and model the density profile of nitrogen adsorbed on the pore walls. The MicroActive and QuantaChrome softwares were used for the BET, total volume, and DFT analysis of the isotherms.

Temperature-Programmed experiments 2.2.5.1. H2 Temperature-Programmed Reduction (H2-TPR)

To assess the reducibility of the materials H2-TPR measurements were conducted in a BELCAT-M apparatus (BEL Japan Inc.) equipped with a thermal conductivity detector (TCD). 60 mg of sample were pre-treated in 50 mL/min He at 100 °C for 1 h. Afterwards, the gas flow was switched to 50 mL/min 5% H2/Ar mixture, maintaining 100 °C for 10 min, then ramping 10 °C/min from 100 °C to 600 °C. The TDC signal was recorded during this temperature ramp and H2 consumption obtained through a calibration procedure.

CO2 Temperature-Programmed Desorption (CO2-TPD)

Immediately after the H2-TPR experiment, the CO2-TPD was carried out to study the basicity of the reduced catalysts. The 60 mg sample was let cool down in He atmosphere followed by treatment at 80 °C with 50 mL/min for 10 min. Then, the adsorption of CO2 at 80 °C was performed in a 50 mL/min 10% CO2/He flow for 1 h. After adsorption, pure He was used to flush the physically adsorbed CO2 at 80 °C for 30 min. Finally, a heating ramp of 10 °C/min from 80 °C to 800 °C under 50 mL/min He was performed to measure CO2-TPD profiles, the amount of CO2 desorbed was obtained from a calibration of the TCD signal.

Temperature-Programmed Desorption coupled with Mass Spectrometer (TPD-MS)

A TPD experiment was designed to analyse the samples after the catalytic reactions. A pretreatment of 30 minutes at room temperature, 10 °C/min ramp up to 100 °C and 30 minutes at 100 °C to clear the surface of physically adsorbed species. The TPD program consisted of 10 °C/min ramp 100-850 °C and 30 minutes at 850 °C. Both steps were carried out with 100 mL•min -1 Argon flow. 60 mg of sample were placed in a U-type tubular quartz reactor, the temperature ramps were controlled by an electric furnace for heating (Eraly) and K-type thermocouple. To evaluate the species that are desorbed from the surface a MS equipment (Quadstar) was used to follow in time the species of mass/charge (m/z) 2, 12, 15, 16, 18, 32, 44. The focus was on 44 m/z that corresponds to CO2 in order to assess the desorption of CO2 and reaction intermediates that decompose to CO2 with temperature.

All TP curves were treated via baseline subtraction, normalization by the sample mass and fitting with Gaussian curves to determine the peaks position and contribution.

Thermogravimetric Analysis (TGA)

Oxygen Storage Capacity (OSC) measurements of the nanostructured CeO2 supports were performed by TGA in a SETARAM Setsys Evolution device. Approximately 25 mg of CeO2 were placed in a Pt crucible and submitted first to calcination in air at 500 °C, then cooled down to 300 °C. The sample was then heated up to 500 °C in N2 to perform subsequent oxidation-reduction cycles, switching gas atmospheres from air to 20% H2-N2. The weight-change observed during oxidation and reduction cycles was used for the calculation of the OSC of the materials.

X-Ray Photoelectron Spectroscopy (XPS)

Via XPS it is possible to recognise the elements present at a depth up to 10 nm by identification of the photoelectric lines. The electronic states of the atoms also give information regarding the chemical environment around them by analysing peak shifts and variation in shape, width, and intensity of the peaks. XPS is also a quantitative technique: the detected intensity is directly correlated to the number of atoms at the surface contributing to the photoelectric line. However, there are several precautions to be taken while analysing a XPS spectrum. In the case of Ni/CeO2 XPS measurements were performed using in ESCA+ (Omicron) photoelectron spectrometer using a non-monochromatic AlKalpha X-ray source (h = 1486.7 eV). A pass energy of 50 eV was used for survey scans and 20 eV for detailed scans. Binding energies were referenced to the Ce3d v'2 (917 eV). The choice of this reference to scale the spectra instead of the typical C1s is due to the fact that atoms belonging to the matrix of the analysed material (in this case Ce 4+ inside the crystalline lattice of cerium oxide) should have approximately the same chemical environment, therefore do not experience a peak shift. On the other hand, C is present because of adsorbed species from the atmosphere on the ceria surface, so its C1s peak is not the most reliable reference [139]. The relative sensitivity factors are adjusted to the values reported in the library in order to obtain a correct atom concentration. Linear background is used. The obtained spectra were analyzed using the CasaXPS software. All the peaks of the corrected spectra were fitted with a Gaussian-Lorentzian shape functions (GL [START_REF] Frontera | Supported catalysts for CO2 methanation: A review[END_REF] and GL( 70)), except for the Ni 0 peak which is asymmetric. Iterations were performed using the Marquardt method. Relative standard deviations were always lower than 1.5%.

Raman Spectroscopy

Raman spectroscopy provides information related to the chemical and structural properties of a given compound, including defects. The technique relies upon inelastic scattering of photons, known as Raman scattering, which occurs when a monochromatic laser light interacts with molecular vibrations. This interaction causes a shift in the photon energy, normally reported as a shift in the wavenumber, and provides information about the vibrational modes in the system.

Raman spectra were acquired in a Horiba Jobin Yvon HR800 UV dispersive laser Raman microscope.

The excitation source used was an Ar ion laser (532 nm) operated at a power of 26 mW and at room temperature. The laser was focused on powdered samples placed on a microscope slide to produce a spot size ca. 3 μm in diameter. A backscattering geometry with an angle of 180° between illuminating and collected radiation was used for recording the data. The acquisition time was 60 s for each spectrum, with a spectral resolution of 1 cm -1 .

Fourier Transform Infrared Spectroscopy (FTIR)

FTIR spectra were acquired in a Vertex 70 spectrometer by Bruker in transmission mode for solid samples. Very thin pellets were obtained by mixing the powder sample with KBr, which is transparent to IR. The IR beam passes through the pellet. The absorption spectrum peaks are obtained at the IR region wavelengths that are not transmitted by the sample. The absorbance, meaning the amount of light absorbed by the sample, depends on the molecules that are present on the surface of the material. This creates a molecular fingerprint according to the peaks in the spectrum, which is relevant only for molecules that possess interatomic bonds with stretching vibrations that interact with IR. FTIR allows identifying the functional groups on the surface of the catalysts before and after the reaction.

Inductively Coupled Plasma Atomic Emission Spectroscopy (ICP-AES)

ICP-AES is a multi-element analysis technique that uses an inductive coupled plasma source to produce excitation of electrons at higher energy levels. After this excitation, the electrons return to their original state, emitting light with a characteristic wavelength for each element. The intensity of the emitted light is proportional to the atoms number of element present. ICP-AES was performed on the reduced catalysts and on the liquid samples using a Xpectroblue-EOP-TI FMT26 (Spectro)

spectrophotometer and pre-treating the samples with lithium tetraborate. This technique is useful for elemental quantitative analysis from high percentage to ppm, therefore it was used to know if the expected Ni amount on the catalyst after impregnation is achieved.

Total Organic Carbon (TOC)

The TOC analysis facility allows the analysis of total carbon, inorganic carbon and total organic carbon present in liquid samples and with a wide measurement range from drinking water to samples with high organic matter load (up to 30.000 mg/L with dilution). Carbon measurement is carried out by means of a catalytic combustion-oxidation procedure followed by analysis of the CO2

produced by means of an infrared cell. To carry out these analyses, the Instituto de Carboquimica has at its disposal a Shimadzu TOC-L CSH equipment.

DBD reactor for plasma-assisted CO2 methanation

Plasma catalytic set-up

The activity and selectivity of the different materials prepared towards CO2 methanation were assessed under both plasma and thermo-catalytic conditions. Prior to any experiments the catalysts were reduced in a 10% H2/Ar gas mixture (100 mL/min) at 600 °C for 1 h. Plasma-catalytic experiments were performed using a non-thermal DBD plasma reactor, operating at atmospheric pressure and under pseudo-adiabatic conditions. The reactor geometry is coaxial cylindrical (schematics in Figure 2.4) with two dielectrics. It consists of a quartz tube (outer diameter 9.6 mm and wall thickness 1 mm) and an inner alumina tube (outer diameter 3 mm) that surrounds the high voltage electrode. The plasma was created between two electrodes in a gap of 2.3 mm: the inner one consists of a tungsten rod (2 mm diameter) while the outer one, which is a cylindrical stainlesssteel ring, is placed around the quartz tube and acts as ground electrode. The height of the outer electrode is 1 cm and this zone is considered as the plasma zone of the reactor. The temperature of the reactor is monitored using a Pt100 temperature sensor (RS Electronics) attached to the outside ring electrode. The reduced catalyst in powder form was packed in the plasma zone, meaning the annular space between the alumina and the quartz tubes, and glass wool was used to keep the catalyst fixed. The input CO2/H2 gas flow mixture (CO2/H2 = 1/4, 100 mL/min, WHSV 30 000 mL/hgcat, 12 kgCO2/kcath) was controlled by mass flow controllers (BRONKHORST). A valve is placed in order to send the gas mixture to a bypass or through the reactor. The output flow was measured using a column bubble flow meter while the content was monitored using a double column microGC (Agilent 490 Micro GC) after passing through a water trap set at 5 °C. Different peak-to-peak voltages in the range 20-25 kV (kVp-p) were tested, keeping each condition for 30 minutes.

For both catalytic tests the CO2 conversion (9 12 $ ) and CH4 selectivity (8 13 ) ) are calculated following the equations below:

9 12 $ = 100 • [12 $ ] *+ •-̇*+ 8[12 $ ] ,-. •-̇,-. [12 $ ] *+ •-̇*+
(2. 4)

8 13 ) = 100 • [13 ) ] ,-. •-̇,-. [12] ,-. •-̇,-. *[13 ) ] ,-. •-̇,-.
(2. 5)

where [=> 9 ] :% (%) and [=> 9 ] ;<= are respectively the concentration of CO2 fed to the reactor and in the output, [=@ > ] ;<= and [=>] ;<= are the concentration of methane and carbon monoxide produced (%), and A ̇:% , A ̇;<= are respectively input and output volumetric gas flow (mL/min).

In order to assess the reproducibility of the catalytic tests, the experiment was repeated 3 times at the same conditions and standard deviation was measured.

The carbon balance (Cbalance) is also assessed by:

= ?@(@%A& = 100 • [13 ) ] ,-. •-̇,-. *[12] ,-. •-̇,-. *[12 $ ] ,-. •-̇,-. [12 $ ] *+ •-̇*+ (2. 6)
with [=> 9 ] :% , [=> 9 ] ;<= , [=@ > ] ;<= and [=>] ;<= are as described above, and A ̇:% , A ̇;<= are respectively input and output volumetric gas flow (mL/min).

Gas Chromatography (GC)

The Agilent 490 Micro GC coupled with TCD detector used for the plasma set-up was equipped with Automatic integration to obtain the area of the peaks was performed with the software provided by Agilent. The retention time and window together with width and threshold requirements were set for correct peak detection, the baseline is established automatically for each peak and integration is not performed in the regions where peaks are not expected.

A multi-level calibration was performed in order to obtain directly the gas concentration instead of the respective calculated area. Mixtures of H2, CO2, CH4, CO and N2 were used. The first 4 levels consisted of varying amounts of H2, CO2, and CH4, which are the primary gasses involved in CO2 methanation. Level 5 and 6 were added to calibrate small amounts of CO, at 3 % (using a 3%CO/N2 calibration bottle from Air Liquide) and 2 % (mixture with N2 and CH4), respectively. The last level 6

was also used in order to well separate the CH4 and CO peaks in column 1, which appear very broadened.

Power supply

The Minipuls 6 (GBS Elektronik) power supply was used for the plasma DBD reactor. The specifics of the power supply allow it to generate alternate current (AC) high voltage (HV) signal up to 30 kV peak and frequency range from 5 to 20 kHz. The device consists of a full bridge converter and a 5 stages transformer cascade, and it requires an external bench direct current (DC) power supply ( 40V, 20 A, TTi CPX400SP from RS). The powerful low voltage signal is transformed in a square wave that is then enhanced by the transformers and filtered into a sine-like wave. The DC power supply is controlled by a remote, which selects the DC input voltage (0-30 V) and frequency of the square signal, therefore of the sinusoidal output. The pulse generator is controlled by the time-to-live signal input. The output of the Minipuls 6 is connected to the HV electrode of the reactor with a coaxial cable (60 kV, 1 A). The AC HV power supply is designed to be used at conditions close to the set-up resonance frequency, which was found to be 10.3 kHz, which depends on the capacitance, resistance and inductance of the system. For safekeeping of the Minipuls 6, 12.3 kHz frequency was selected for operation during the plasma catalytic tests, as it assures a good voltage gain and avoids current spikes which might occur if operating directly at the resonant frequency. For monitoring a 1:3000 voltage divider is already built in at the power supply output. The power supply boxes were cooled down by ventilation, exceeding current and temperature were continuously monitored for safety.

Electrical characterization

The inner electrode is connected to the Minipuls 6 power supply that delivers a sinusoidal signal having frequency (f) 12. 

C = D ∮ A :% (F)*G(F) (2.8)
The shape of the Lissajous figure, which can be approximated to a parallelogram, is also analysed in order to assess the capacitance of the reactor. The slope of the sections of the parallelogram that relate to the "plasma off" (Figure 2.6), meaning input voltage increasing from the minimum and decreasing from the maximum, can be considered as the overall capacitance of the cell Creactor. This capacitance corresponds to the contribution of the dielectric materials (quartz and alumina in this set-up, Cquartz and Calumina), the catalyst in the packed bed (Ccatalyst) and the gas fraction (Cgas), or only the gas capacitance in the of the empty reactor, as the gas is not in breakdown at this applied voltage (2.9) For simplicity, any capacitor can be approximated to an equivalent capacitor, that has the same capacitance value Creactor and is in plane-to-plane configuration, whose standard formula is:

= C&@A=;C = E , E /#01.,/ F G (2.10)
where I ; is the vacuum permittivity (8.85 10 -12 F/m), A (m 2 ) and d (m) are respectively area of the planes of the equivalent capacitor and gap between the conductive plates (which do not necessarily match the physical dimensions of the reactor), I C&@A=;C is the relative dielectric permittivity of the dielectric constituting the plane-to-plane equivalent capacitor, in this case it would be the permittivity of the DBD reactor. The eq. (2.10) is just to demonstrate that Creactor is directly proportional to the resulting dielectric permittivity of the packed bed DBD cell I C&@A=;C , which considers the permittivity of the material that is used to pack the plasma reactor. This analysis was carried out in MATLAB.

Energy efficiency calculations

The specific energy input (SEI) is a common parameter in plasma-assisted CO2 conversion and plasma catalysis publications [START_REF] Snoeckx | Plasma technology-a novel solution for CO2 conversion?[END_REF]. It is calculated as: 8JK = CL5MN H(@IJ@ /A ̇=;=@( (2.11)

and it defines the amount of energy per volume of reactants (J/L), with CL5MN H(@IJ@ calculated via the Lissajous figure in W and A ̇total is the total reactants flow in L/s.

The efficiency (η) of the plasma-assisted CO2 methanation reaction is evaluated with equation (2.11) in order to compare the catalysts' performance taking into consideration the power required for the CO2 conversion to methane.

η (%) = 100 • K;L&C ,-. K;L&C *+ = 100 • )3-9: ) •[13 ) ] ,-. K;L&C ;605'0 *)3-: $ • [3 $ ] 1,+<#/.#= (2.12)
where LVH is the low heating value (801 kJ/mol for methane and 242 kJ/mol for hydrogen), [=@ > ] ;<= is the amount of methane produced in mol/s, [@ 9 ] A;%M&C=&N is the amount of hydrogen converted in the methanation reaction in mol/s, CL5MN H(@IJ@ refers to the injected power as measured via the area of the charge-voltage Lissajous figure in kW. It is relevant to evaluate the efficiency because it takes into account the conversion as amount of methane produced and the power injected to the plasma to sustain the reaction. The catalytic activity of the catalysts in thermal CO2 methanation was conducted in a U-type tubular quartz reactor at ambient pressure with an electric furnace for heating (Eraly), using a K-type thermocouple positioned in the upper part of the catalyst bed to monitor the temperature (see Figure 2.8). The gas flow was controlled by mass flow controllers (BRONKHORST). A valve is placed in order to send the gas mixture to a bypass or through the reactor. Before the methanation test, the fresh catalyst was reduced in situ in a 10% H2/Ar gas mixture (100 mL/min) at 600 °C for 1 h.

Thermo-catalytic CO2 methanation set-up

After the reduction, the reactor was cooled down to 250 °C flushing inert gas (Ar) and then the reactant gas mixture (CO2/H2/Ar = 15/60/25, 100 mL/min) was fed into the sample, with a WHSV of The testing temperature range was from 250 to 450 °C with an increasing step of 50 °C and the reaction was maintained at each temperature for 30 minutes in order to reach a steady state. The outlet gas mixture was analysed using a gas chromatograph (Agilent 490 Micro GC coupled with TCD detector) and the flow rate was also collected using a column bubble flow meter. The single column microGC used was equipped with a 1m Cox Heated injector column, set at 80 °C and 200 kPa, and the injector at 110 °C, with total run time of 300 s. The single column microGC was already calibrated for H2, O2, CO2, CO, and CH4.

Equations (2.4), (2.5), and (2.6) apply to the analysis of the thermal catalytic results.

All gas bottles (H2, CO2, Ar) used in the thermal and plasma-assisted catalytic tests were provided by Air Liquide.

Chapter 3: A factorial design study of the morphology of cerium oxide supports and the impact on Ni catalysts physicochemical properties 

Introduction

In this chapter, the results of the physicochemical characterization of all materials used for plasmaassisted catalysis tests is presented. The focus of the synthesis and of the experimental work is on CeO2-supported catalysts with 15 %wt. of nickel as active phase having different morphologies at the nanoscale. The synthesis technique and characterization methods were described in the previous chapter. The influence of the synthesis parameters on the physicochemical properties of the supports is thoroughly studied via factorial analysis. Additionally, an in-depth analysis regarding surface structure, OV formation and OSC property is presented for four selected catalysts that differ mostly one from the other regarding particle shape and size (namely the materials called DOE0, 3, 5, and 6). The variation of the cerium oxide supports after Ni impregnation and further thermal treatments (calcination and reduction) is assessed and the physicochemical characterisation of the catalysts is carried out regarding particle size, basicity and reducibility properties to fully characterise the materials before putting them in contact with plasma.

DOE methodology

A full factorial design of experiments was designed with three factors, two levels for the systematic variation of the hydrothermal synthesis parameters. All the selected factors are numeric and continuous and for each one the low and high levels were specified as found from a literature study [130,133]. One centre point was added to have enough degrees of freedom. The 2 3 + 1 runs were randomised and each one repeated three times, with two identical 48 mL autoclaves and once with the large 0.5 L autoclave, which created three blocks in the design. The factors and levels are summarised in Table 3.1. The response of the model was chosen to be the result of the XRD characterisation of the samples, as it is a rapid analysis method that gives quantitative and discrete results (such as the full width half maximum of the peaks or the calculated crystallite size).

Regarding the analysis of the factorial design, all the terms up to 3 rd order were included without the addition of weights nor covariates. A 95% confidence level was chosen in this study which means that the term is significant if the p-value is less than or equal to 0. The model with only one block was tested also with other physicochemical properties, which were measured only for one of the repetitions in the large autoclave.

Results and discussion

Physicochemical characterisation of the cerium oxide supports

The cerium oxide materials were synthesized via an alkaline hydrothermal method with a systematic variation of three factors namely NaOH concentration, time, and temperature of the thermal treatment. The results that will be shown here and in the next chapters concern the materials produce via the synthesis carried out with the larger 0.5 L autoclave. The nomenclature and relative synthesis parameters are recapped in Table 3.1.

The NaOH hydrothermal synthesis technique, despite being previously reported by several sources [130,131,144], was thoroughly examined regarding the repeatability and the removal of Na impurities from the CeO2 materials obtained. Indeed, the solid recovered via filtration from the autoclave was washed several times also with MilliQ water. To make sure all the Na traces were removed, the washout water from each filtration from 1 st to 5 th were tested in ICP-OES. The amount of Na detected decreases from 286 mg/L to 0.9 mg/L, which is the same value measured for MilliQ water. In all cases no Ce leaks during the filtration. The presence of Na in the ceria supports was also checked via SEM-EDX, in most cases no peaks attributable to Na were detected, at most a 0.6 %wt.

of Na was calculated for the DOE6 sample that is synthesised with 15 M NaOH solution at the harshest conditions of the DOE series. It can be concluded that the performed protocol avoids any Na impurities to penetrate in the CeO2 supports. To check the repeatability of the hydrothermal synthesis performed, the synthesis of the DOE0 sample was repeated 7 times: 6 times in the large autoclave and once in the small one. The samples were all characterized via XRD, and these results

were used to calculate the standard deviation of the crystallite size and lattice parameters that are measured with this technique, which is 0.3 nm and 0.003 Å, respectively. The morphology observed in SEM for these seven repetitions was also the same needle-like shape (as in Figure 3.3a). This validates that the synthesis is repeatable and reliable. meaning that these materials contain two different cerium oxide phases. The Rietveld analysis of the diffractograms allows to have more information about the crystalline structure of the CeO2 materials, giving the crystallite size and lattice parameter of the fluorite structure (Table 3.1). This analysis reveals that the main phase of all the DOE supports is characterized by a strained lattice parameter ranging from 5.416 to 5.441 Å, larger than the stoichiometric one (5.411 Å). This is usually linked with a lower nanoparticle size, increasing amounts of Ce 3+ at the surface and therefore The variation of physicochemical properties is reflected and linked with the morphology that is revealed by SEM images collected in Figure 3.3a-i. The micrographs are taken at the same magnification of x25000. The samples having the largest crystallite size (DOE2 and 6) show big rodlike particles with micrometric length and cubes of at least 100 nm size. DOE0 and DOE3 result in one specific morphology, needles and cubes, respectively. While it is not possible to identify the morphology from the SEM images of the ceria with small crystallite size (DOE1, 4, 5, 7, 8), as the particles are too fine and agglomerated to be distinguished with this instrumentation. 

Study of the effect of synthesis parameters on the physicochemical properties

From the results previously described it can be already concluded that with larger NaOH concentration, temperature, and time we obtain larger structures. For instance, DOE6 synthesized with a NaOH concentration of 15 M is characterized by a large crystallite size linked to small surface area and big rod-like particles while DOE5 synthesized with a NaOH concentration of 1 M is

a) DOE0 - Needles b) DOE1 - Polyhedral c) DOE2 -Needles + cubes d) DOE3 - Cubes e) DOE4 - Polyhedral f) DOE5 - Polyhedral g) DOE6 -Cubes + Rods h) DOE7 - Nanorods i) DOE8 - Polyhedral
characterized by small crystallite and particle sizes linked to higher surface area. However, to systematically evaluate the effect of hydrothermal synthesis factors on the CeO2 morphology obtained, 2 3 full factorial DOE analysis was carried out. The synthesis was repeated for each sample three times, twice with a small 48 mL autoclave and once with a larger 0.5 L autoclave, creating three blocks in the DOE. The crystallite size of the non-stoichiometric phase of ceria was selected as the response of the model as this phase is common among all samples and its crystallite size sufficiently varies according to the synthesis parameters and generally agrees with the morphology observed in SEM, which as a non-numerical but categorical response is harder to use in such model.

A linear model was built to determine how this property is affected by the three terms temperature, The linear fitting has an R 2 value of 93.69 % and a p-value below 0.001. Moreover, the p-value of curvature is higher than 0.05 (0.107), which can be interpreted as all the factors (time, temperature, The Pareto chart in Figure 3.4a shows the absolute value of the standardized effects of each term.

The standardized effects quantify the impact of each factor on the response, therefore the higher value it has, the more relevant that factor is. The standardized effects Pareto chart is also a clearer quantification of the importance of each term, as it is not possible with Minitab to evaluate the pvalue below 0.001 (Table 3.2), so it does not give a clear ranking of the most statistically relevant factors. A reference line in this plot that marks the equivalent of p-value = 0.05, which is the boundary between statistical significance/insignificance. All the statistically significant terms have positive standardized effects, meaning that the increase of the factors lead to the growth of the crystallite size. The most relevant factor that determines the crystallite size is the temperature with largest standardized effect, followed by NaOH concentration. The term that combines these two, It should be mentioned that the result of the DOE factorial analysis using the crystallite size of the cerianite non-stoichiometric phase calculated via Rietveld analysis as response is in agreement with the analysis carried out selecting as the full width half maximum of the (111) peak of the diffractograms of the samples produced by each synthesis run. In conclusion, the effect of the factors on the outcome of the hydrothermal synthesis can be ranked as

Temperature>[NaOH]>Time.
The factorial analysis and quantification of the effect of each synthesis parameter on the materials suggests a possible synthesis mechanism. The cerium oxide particle formation and growth process seems to be thermodynamically controlled and not kinetically since the time that the synthesis reaction is allowed to run (5 to 24 h) is the least relevant factor in the time frame studied, while the As shown by TEM analysis of the DOE5 that will be presented in the next section, this sample has actually nanorod morphology with very small particle size of a few tens of nanometres, which suggests the shape of the nuclei that are the precursor of the ceria structures.

Oxygen storage capacity and surface planes

The two samples synthesized at the extreme conditions, resulting the smallest and largest ceria structures, DOE5 and DOE6, respectively, were selected together with DOE0 and DOE3, which were synthesised at intermediate conditions, to carry out a more in-depth study of characterization of the morphology and surface structure. The goal is to understand the effect of the different synthesis conditions on the shape, surface crystallinity, and OSC properties of the samples that are interesting for the application of ceria nanomaterials in catalysis.

The bright-field TEM (BF-TEM) images of DOE0, DOE3, DOE5 and DOE6 samples are shown in Figure 3.5. The morphologies observed in SEM are mostly confirmed (annotated in Figure 3.3), except for DOE5 sample, for which TEM analysis allowed to identify the nanorod morphology with length 32 ± 17 nm and width 6 ± 2 nm and moreover confirms particles agglomeration. The inset shows a highmagnification image of a rod. DOE0 consists of CeO2 nanoneedles with an average length of 188 ± 163 nm and width of 15 ± 4 nm. DOE3 mostly consists of nanocubes of average size 12 ± 5 nm shape but two different-sized spheres are also present (of size 21 ± 4 nm and 8 ± 2 nm) respectively. DOE6

morphology is confirmed to be a mixture of rod-and cube-like structures with much larger sizes compared to the previous samples, this sample is actually composed of micrometric structures. The average length and width of the rods is 1847 ± 1081 nm and 278 ± 199 nm, respectively, whereas the average side length of the cube is 154 ± 68 nm. The surface planes observed via TEM analysis for each sample are summarised in Table 3.3. Both anisotropic structures in DOE0 and DOE5 grow along <011> direction while the cubes in DOE3 grow along <100>. <111> is known to be the most stable facet for CeO2 [7], meaning the least active and reducible, but it is not common in the samples presented here. <100> has a medium surface energy, therefore the energy for its reduction and OV formation is also intermediate [START_REF] Zhang | Unraveling the physical chemistry and materials science of CeO2-based nanostructures[END_REF]. <011> is a highenergy surface that requires the low energy for VO formation [48]. The OSC and presence of OV of the synthesized cerium oxide supports DOE0, 3, 5, and 6 was assessed via TGA, XPS, and Raman spectroscopy, and the results are summarised in ) inside the crystalline structure and OV formation. This is an interesting feature of CeO2 as a catalyst support for heterogeneous reactions involving oxygen [146]. The reducibility of ceria materials depends on their surface structure and on the exposed facet, as described earlier and examined via TEM.

The oxygen release and storage during reduction-oxidation cycles at 500 °C has been examined by TGA and as an example the results of DOE0 sample are reported in Figure 3. 10 [146,147]. Once the surface of the ceria has been cleaned by the pre-treatment step, the weight loss and gain during these subsequent steps is linked with oxygen release in reductive atmosphere and accumulation in the lattice surface in oxygen rich atmosphere, respectively. The mass of the ceria sample decreases during the reduction (orange area in Figure 3.10) and returns to a value similar to the starting weight after the oxidation step (blue area in Figure 3.10). It is observed that the first reduction step at 500 °C results in the largest weight loss out of the three repetitions, probably due to surface modifications that are not entirely reversible. The average amount over 3 reduction/oxidation cycles is reported as oxygen storage in Table 3.3 (± 26 µmol/g). DOE5 is confirmed to have the highest OSC (247 µmol/g) among these samples, followed by DOE0, DOE6 and DOE3, the latest having the lowest oxygen release/storage amount with 114 µmol/g. The XPS analysis was focused on the Ce3d and O1s regions. Ce3d has two well separated (18.6 eV) spin-orbit components Ce3d5/2 and Ce3d3/2, that are in turn split into multiplets. The peaks contribute to either the 3+ or the 4+ oxidation state as shown in Figure 3.11a where u0, u'0, u1, u'1 are characteristic of Ce 3+ and v0, v'0, v1, v'1, v2, v'2 of Ce 4+ . The surface analysis via XPS showed an increasing amount of Ce 3+ (in Table 3.3) with lower crystallite size (in Table 3.1). Smaller particles (DOE5) accumulate defects on the surface and allow the spontaneous formation of oxygen vacancies, which leave Ce 3+ instead of Ce 4+ [145]. DOE0, which is composed of nano-needle structures displaying an important number of defects (atomic steps and kinks in Figure 3.6b), shows as well interesting values of OSC and Ce 3+ amount.

The O1s region of the XPS spectra in Figure 3.11b reveals two peaks for all samples: one that is the dominant one around 529.3-528.7 eV for the lattice oxygen Olattice (known also as Oα) and a shoulder at higher binding energy (above 530.9 eV) for surface species Osurface (or Oβ), meaning adsorbed molecules and O linked with defective Ce 3+ sites. The different ratios between Osurface and Olattice should be linked with the lattice facet that is exposed on the surface of the ceria particle, each characterized by specific Ce/O ratios, therefore exposed oxygen atoms [START_REF] Zhang | Unraveling the physical chemistry and materials science of CeO2-based nanostructures[END_REF][START_REF] Gennard | Comparison of the Bulk and Surface Properties of Ceria and Zirconia by ab Initio Investigations[END_REF]148]. Furthermore, it has been reported that Osurface is linked with OV on the cerium oxide surface, therefore a higher Osurface/(Olattice+Osurface) ratio points to a larger amount of OV, as OV adsorbs and activates oxygen molecules to produce adsorbed oxygen species [149]. The Osurface/(Olattice+Osurface) ratio reported is in agreement with the Ce 3+ quantification (in Table 3. The Raman spectra in Figure 3.12 reveal 4 different peaks. The most intense is F2g Raman active mode at 454.6 cm -1 , corresponding to the symmetric stretch mode of Ce-O of fluorite structure, at 597.5 cm -1 the D longitudinal optical mode assigned to defects, and then two less intense peaks that are the second order transverse optical mode and the second longitudinal optical mode [START_REF] Wang | Catalytic behavior of supported Ru nanoparticles on the {1 0 0},{1 1 0}, and {1 1 1} facet of CeO2[END_REF]131,151,152]. The F2g peak broadens for DOE0, 3, and 5, which has been associated with smaller the crystallite size, inhomogeneous strain broadening, and higher concentration of oxygen vacancies [131,151]. The ratio between the intensities ID and IF2g gives a quantification of the defects for each sample [START_REF] Wang | Catalytic behavior of supported Ru nanoparticles on the {1 0 0},{1 1 0}, and {1 1 1} facet of CeO2[END_REF], and it is related to the highest amount of oxygen vacancies present in the cerium oxide supports (Table 3.3). This result is in partially agreement with the XPS analysis, The DOE0 and 5 samples having in general an improved OSC and higher concentration of OV on their surfaces compared to DOE3 structures agrees with the surface plane observed from the HRTEM images and IFFT patterns, as the surface energy of the facets is expected to be (100)<(011),

Chapter 3: A factorial design study of the morphology of cerium oxide supports and the impact on Ni catalysts physicochemical properties 83 therefore (011) being less stable and more prone to oxygen release [START_REF] Zhang | Unraveling the physical chemistry and materials science of CeO2-based nanostructures[END_REF]. These results point ceria nanorods and nanoneedles structures as potential materials for supports of catalyst for CO2 methanation in terms of OSC. The analysis of the N2 physisorption isotherms in Figure 3.14a results in measurements of the specific surface area and total pore volume, and from the pore size distribution in Figure 3.14b the modal pore size is extrapolated. These textural properties are reported in Regarding the crystallite size of the CeO2 phase, which was selected as the response for the supports DOE analysis in section 3.3.2., in the case of the corresponding catalysts there is still a strong impact shows very large size structures with rods of micrometric length, which do not vary notably in size (Table 3.5). However, in this case, the Ni nanoparticles were not identified separately due to excessive agglomeration. Some cubic particles that were clearly visible in Figure 3.3d for DOE3 can be observed also for the respective catalyst in Figure 3.16b, however in this case the morphology is not as defined. Indeed, only the spherical morphology for the CeO2 particles, which was not predominant in this sample before the introduction of the Ni phase, is observed in TEM (Figure 3.16f). The sample that changes the most due to the impregnation, calcination, and reduction steps is Ni/DOE5 in Figure 3.16b, which shows larger structures compared to Figure 3.3f, which is confirmed by the average particle size reported in Table 3.5. This agrees with the XRD analysis as the measured crystallite size of the cerianite phase quadruplicates. The particles appear to have grown and to be more agglomerated compared to the CeO2 support, which is also observed in TEM in Figure 3.16g. The size distribution of ceria particles in Ni/DOE5 is very wide and the measurement was burdensome due to the high level of agglomeration. The morphology of Ni particles is found to be quasi-spherical in all catalysts. The particle sizes of Ni and CeO2 measured via TEM are reported in Table 3.5. According to this measurement, Ni/DOE3 has both the smallest support and metal particle size (15 and 11 nm, respectively), followed by Ni/DOE0, Ni/DOE5 and of course Ni/DOE6 has the largest structures. In order to study further the state of the Ni/DOE surface, XPS was utilised. The quantification of the Ce 3+ , Osurface, and metallic Ni contributions to the XPS spectra in the Ce3d, O1s and Ni2p regions, respectively, are reported in Table 3.6 for Ni/DOE0, 3, 5, and 6. The Ce 3+ /(Ce 4+ +Ce 3+ ) ratio in the catalysts (Ce3d spectra not shown) does not vary greatly compared with the respective support (Table 3. The main peak of metallic Ni 0 is identified in the Ni2p3/2 spectral region around 852.6-853 eV in Figure 3.23a for the reduced samples, the appearance of this peak is particularly clear if the spectra are compared to calcined NiO/DOE0. The area of this Ni 0 peak compared to the overall region is quantified in Table 3. The analysis of OV via XPS showed a decrease in Ce 3+ surface species for Ni/DOE0, 3, 5, and 6.

However, the metal-support interface creates other defects as shown by Raman spectra in Figure In conclusion, the introduction of Ni disrupts the surface of CeO2, changing its lattice parameter, crystallite size, and in some cases morphology and OV concentration. Nonetheless, the Ni-CeO2

interface introduces new defects due to the mixing of Ni and ceria crystalline solids, and potentially medium or strong MSI depending on the catalyst.

Reducibility and basicity of the Ni/CeO2 catalysts obtained from the DOE supports

The curves resulting from H2-TPR and CO2-TPD experiments, and the relative quantitative properties are reported in this section. 3.7). This H2 consumption during reduction can be mostly attributed to NiO reduction since the amount for the CeO2 support alone is one order of magnitude lower (0.59 mmol/g of hydrogen consumed in the TPR experiment of DOE0 as an example of CeO2 support, shown in Figure 3.25a). Furthermore, the consumed H2 measured in TPR experiments corresponds to a theorical nickel amount of 14-19%, which is in good agreement with the expected Ni amount dispersed on the ceria supports (15 %wt.), confirmed by ICP-AES as Ni/DOE5, which has the largest surface area and whose support is characterized by enhanced OV concentration, is the most reducible catalyst of this series with 3.28 mmol/g overall consumption. The CO2-TPD experiments were performed on the reduced catalysts to assess their basicity and the strength of CO2 adsorption on their surface (see Figure 3.26). The first relevant difference among the DOE catalysts regards Ni/DOE6 and 8 that show a remarkably low amount of CO2 desorbed, probably due to the low surface area of the ceria-based catalyst and the lack of basic sites (Table 3.7). The CO2 adsorption is proved to be happening on the cerium oxide sites as the amount desorbed from the DOE0 support alone is higher compared to the respective catalyst (Figure 3.26a).

This could be due to a higher surface area of the support compared to the material impregnated with Ni, but also for the blocking of the CeO2 surface by the metal particles in the catalysts. The TPD curves show three main regions linked with basic sites of increasing strength (Figure 3. The peaks in this region can be attributed to water and carbonate species. In all the spectra, the peak at 1633 cm -1 is the H-O-H bending attributed to molecular H2O adsorbed on the surface of the material [159]. In all spectra it is also possible to distinguish two regions centred at 1500 and 1380

Chapter 3: A factorial design study of the morphology of cerium oxide supports and the impact on Ni catalysts physicochemical properties 98 cm -1 , these are composed of the contributions of peaks of mono-, bi-and polydentate carbonates [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]160]. The most intense peaks at 1486 and 1373 cm -1 are attributed to monodentate [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]161].

Bidentate carbonates peaks (1265 and 1551 cm -1 ) [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF] can be distinguished as shoulders in the spectra of Ni/DOE0 and DOE5, while they are more intense for Ni/DOE3. This larger amount of bidentate carbonates points to a stronger interaction of CO2 to the surface of the Ni/DOE3 catalyst, as can be observed in the CO2-TPD curve in Figure 3.26a, which is less intense below 200 °C compared to Ni/DOE0 and 5. With the exception of Ni/DOE6, the region below 1200 cm -1 consists of smaller peaks: two at 1061 and 850 cm -1 attributed to monodentate and one at 990 cm -1 for bidentate [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]161]. This region is linked with polydentate carbonates species on the surface [114] and it increases in absorbance in the Ni/DOE6 spectrum compared to the other catalysts. In fact, the main contributions to the spectrum of this sample come from bidentate and tridentate carbonates [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]161], which further evidences the strong basic sites possessed by this catalyst (Figure 3.26a), which are unfavourable for CO2 methanation [114]. As expected, the catalysts before the reaction already present adsorbed CO2 and H2O from the atmosphere, depending on their surface basicity.

Conclusions

The physicochemical properties of cerium oxide nanomaterials having different morphologies were assessed and their connexion with the synthesis parameters of the hydrothermal method was studied by means of DOE factorial analysis. This study disclosed the strong effect of base concentration in the solution of Ce salt precursor and temperature of the hydrothermal treatment on the increase of the size of the ceria structures. Moreover, a variation of morphology as nanorod>nanoneedle>nanocube>microrods+cubes was observed with increasingly harsher synthesis conditions regarding temperature, NaOH concentration, and time. The surface defects, linked with OSC, were characterized, showing an increase of OV with lower particle size and preferential formation on the more active <011> surface facets of the nanoneedle and nanorod structures. The properties of the cerium oxide supports vary after the introduction of the Ni phase and calcination and reduction steps. The crystallite size of ceria increases while SBET decreases, but there are still relevant morphology and surface structure differences among the 9 catalysts.

Furthermore, the Ni-CeO2 interface introduces new defects and, in some cases, evidences of strong MSI.

The Ni/CeO2 DOE samples result in a set with different metal particle size, surface area, reducibility, and basicity properties, which make this series of catalysts interesting to explore in plasma-assisted CO2 methanation tests in order to study how the physicochemical properties influence the activity and reaction mechanism despite the samples having the same elemental composition.

Introduction

The results of plasma-assisted CO2 methanation with the catalysts described in the previous chapter are presented in this chapter. The CO2 conversion obtained with Ni catalysts supported on CeO2 synthesised via hydrothermal method is compared with the performance of the empty DBD reactor or using metal oxide supports as packing materials. The activity in the DBD reactor is compared with the thermal methanation results at temperatures from 250 °C to 450 °C, performed at similar input conditions and varying the activation method (plasma or heat). The differences in the catalytic activity of the DOE series catalysts with different morphology and physicochemical properties are examined and correlated with the most relevant features of the materials. The catalysts after the CO2 methanation reaction have been characterized again and eventual variations in their physicochemical properties are evaluated.

Methodology

The set-ups for plasma and thermal catalysis used to obtain the results that will be presented in this chapter have been described in chapter 2, together with the characterization techniques that are used to examine the materials after exposure to the methanation reaction. The physicochemical characterization of the catalysts after plasma and thermal reactions were performed via XRD, SEM, and TEM, to evaluate the bulk structure of the material, the crystallite and particle size and eventual variation of the morphology, and XPS, FTIR, and TPD-MS to investigate the surface composition and the adsorbed species during the methanation reaction.

Energy efficiency calculation in the thermochemical process

The efficiency of the plasma catalytic process (eq. (2.12)) is assessed based on the injected power determined by Lissajous method, which is already a studied and published procedure [110]. For comparison purposes, it would be interesting to have a similar parameter for the thermochemical CO2 methanation process based on the power injected to the furnace to reach the target temperature of the process. The optimal way would be to use a wattmeter at the plug of the furnace (and as a comparison at the electric input of the plasma power supply as well). However, this instrument was not available, therefore an estimation was conducted. The Eraly furnace specifications are a voltage of 230 V, a maximum current of 5.4 A (1242 W maximum power) and a maximum working temperature of 1050 °C. This tubular oven displays in real-time the temperature together with the percentage of the total power consumption, which was recorded over 30 minutes 

Results and discussion

Plasma-assisted CO2 methanation

All the catalysts obtained from the Ni wet impregnation of the ceria DOE series supports, reduced at 600 °C and with particle size 200-25 µm, were tested for plasma-assisted CO2 methanation reaction. The results of the plasma catalytic tests regarding plasma injected power, CO2 conversion and selectivity toward CH4 are reported in Figure 4.2 for these DOE catalysts. DBD plasma experiments were performed at reactants ratio H2/CO2 4/1, total flow of 100 mL/min, 12 kgCO2/kgcat h, WHSV of 30000 mL/h gcat, frequency of 12.3 kHz and different voltage conditions of 21-24 kVp-p.

These conditions correspond to the injected power range of 13.3 W to 50.3 W depending on the catalyst response in the plasma discharge (see Figure 4.2). The power is calculated using the Lissajous method and corresponds to the area of the charge-voltage plot (Figure 4.3) calculated through eq. (2.7). As mentioned in chapter 2, during the experiments in the DBD reactor it was attempted to maintain the input voltage supplied by the Minipuls power generator constant at each condition tested (corresponding to the averaged values 22.3, 23.5, 24, 24.5 kVp-p). The behaviour of the power supply and the actual power injected to the packed bed DBD reactor depend on the resulting impedance of the system, therefore on the catalyst. The power calculated is plotted as a function of the input voltage in Figure 4.2a. It is reported here to show the direct P-V relationship that is common to all catalysts despite the different responses. Furthermore, it should be clarified that the power reported in Figure 4.2, which greatly differs for the different catalysts, does not depend on the input conditions to the set-up during the experiments but on the behaviour of each sample in plasma.

In plasma, most catalysts start with negligible conversion at low power, followed by a fast ramping to above 50 % conversion, which ends up in a plateau around 70-80 % CO2 conversion (Figure 4.2b).

The best behaving catalysts in plasma-assisted CO2 methanation are Ni/DOE0, 1 and 5, reaching conversion above 70 % at around 20 W. For the other catalysts, the conversion versus power curve shifts to larger power range above 35 W in order to reach a mild conversion around 50 %. Ni/DOE2, 6 and 8 do not reach conversion above 60 % even at the highest voltage studied that injects power to the system from 35 W to 45 W and it can be establish that these catalysts are not optimal for CO2 methanation in DBD reactor. The selectivity obtained with these series of Ni/CeO2 catalysts is good (above 98 %) when a high conversion is achieved, which confirms that Ni/CeO2 materials are a good choice for CO2 methanation. At these conditions, the carbon balance adjusts to values close to 100 % (97.6 ± 4.5 %), proving that CO and CH4, which are detected and quantified by the GC, are the only relevant C-containing products of the reaction in plasma. Moreover, the carbon deposition on the catalyst and deactivation are negligible according to the measured Cbalane. The only case with lower Cbalance is the Ni/DOE8 catalyst, which presents the lowest conversion of the series and 85 % Cbalance.

This could be linked with the strong basic sites on the surface of the material, which traps CO2 and does not allow the reaction to occur. It should also be mentioned that this catalyst is the only one As briefly commented in the beginning of this section, several differences can be observed concerning the behaviour of the DBD set-up according to the packing material ( therefore depends on the thermal conductivity of the gas or the material filling the gap:

" !"# = " $%"&'($ + 1 3 + , - . (4. 1)
where T is temperature (in °C or K), d is the gap size (in m), Q (W/Km) is the thermal conductivity, P/S (W/m 2 ) is the power density referred as power over the electrode area. The shift between the 

Comparison with empty DBD reactor and packed with metal oxide supports

The impact of catalysts having different physicochemical properties has been assessed in the previous section, however it should be considered the eventual reactions occurring in plasma in the empty DBD reactor or using powdered materials as packing that are not considered as catalysts. For this purpose, two different commercial supports were used (CeO2 from Sigma-Aldrich, and Al2O3 The results with the catalyst supported on commercial materials are similar to the Ni/DOE3 and 4 catalysts, with high conversion achieved only above 35 W. The optimal behaviour of some ceria nanostructures (Ni/DOE0, 1, 5) is not observed for the case of these benchmark catalysts. The energy efficiency of both techniques is calculated using the methods in eq. (2.12) and described in section 4.2.1. As reported in Figure 4.1 the power required to heat up the furnace is much higher than the one injected to the plasma discharge, therefore the energy efficiency of thermochemical methanation is one order of magnitude lower than the plasma reaction. The energy efficiency is used in this study as a parameter for comparison between the Ni/CeO2 catalysts in the thermal and plasma-assisted catalysis methods and it is not meant to be considered as an optimised result. In fact, also the DBD set-up and its power generator have not been purposely designed for optimal energy efficiency and further reactor design studies should be carried out for an improved performance. Enhanced efficiency results have been previously reported in plasma catalysis studies for CO2 methanation with Ni catalysts, reaching 72 % energy efficiency with Gd doped Ni/CZ catalyst at higher frequency (70 kHz) and lower injected power (7.5 W) [110]. In plasma catalysis, another important parameter is the specific energy input (SEI), which is the ratio of power over the input gas flow, as described in equation (2.11) [START_REF] Bogaerts | The 2020 plasma catalysis roadmap[END_REF]. The tests in the DBD reactor were all performed at constant gas flow (100 mL/min), therefore the only factor that affects the SEI is the power calculated from the Lissajous Q-V cycle. For the condition reported in Table 4.1, the SEI ranges from 1.1 10 4 J/L (Ni/DOE0) to 1.3 10 4 J/L (Ni/DOE1). However, for the power range 10-50 W which is considered for the catalytic tests the SEI spans 7.8 10 3 -4.4 10 4 J/L, which lies in the range reported in literature for DBD plasma used for similar reactions and described in Figure 1.12. In the plasma DBD reactor, the most efficient methanation reaction is achieved by Ni/DOE0, 1, and 

Impact of DOE factors and physicochemical properties on the catalytic performance

In the previous section in The surface area and medium strength basic sites amount are considered in this study as the most relevant physicochemical properties determining the quality of a material as CO2 methanation catalyst. The relationship of the activity in thermal and plasma-assisted methanation with these two features is shown in the plots in Figure 4.7. In this section, the activity of the catalysts is quantified with two different parameters for the plasma-assisted and thermal reactions, meaning energy efficiency and CO2 conversion, respectively. For the thermochemical process, the power considered for each temperature setting of the furnace is the same for every catalyst, as explained in section 4.2.1, and the selectivity is generally high. Therefore, in this case, the efficiency, which depends on CH4 production and power requirement as in eq. (2.12), and the CO2 conversion at the same temperature point are equivalent descriptors of activity of the catalyst that is examined. For the plasma-assisted process, the efficiency at 30.9 ± 3.8 W calculated with equation (2.12) is used (results reported in Table 4.2). Energy efficiency is a more accurate description of the behaviour of the catalyst in plasma for comparisons as it takes into consideration not only the CO2 and H2 conversion and production of methane but also the power required for this reaction, which, as observed in Figure 4.2, significantly varies with different materials. The selected results reported in Table 4.2 correspond to a different power condition compared to what was discussed in Table 4.1.

In the previous section, the aim was to show the best performance in terms of efficiency for the most active catalyst (e.g., Ni/DOE0). In this section, instead, the focus is on choosing a power condition at which most catalysts of DOE series achieve conversion of at least 50 % and the most diverse behaviour regarding plasma-assisted CO2 methanation among the Ni/DOE samples is observed. Therefore, the aim it to highlight the differences in activity in plasma of the catalysts depending on their properties. The thermal catalysis results at 300 °C that were reported in Table 4.1 are considered again in this section. In fact, the 300 °C temperature point is the most efficient one for catalysts such as Ni/DOE5, but also, as can be observed in Figure 4.6a, shows the largest variation in terms of CO2 conversion among Ni/DOE catalysts, which allows to appreciate differences in activity depending on physicochemical properties. By studying the conversion at 300 °C, it is possible to find a relationship between physicochemical properties and catalyst activity. There is a direct relationship of conversion with both percentage of Sample Plasma-assisted methanation The same straightforward relationship of energy efficiency of the plasma-assisted methanation reaction with these physicochemical properties is not observed in reactor as well as of the dielectric materials of the DBD and of the gas in the gap. Smaller Creactor, therefore smaller dielectric permittivity of the Ni/CeO2 materials such as Ni/DOE0, 1, and 5, leads to more efficient CO2 conversion to methane in DBD plasma. Such dependency has already been illustrated by Mikhail et al. [110], the authors suggest that catalysts with low dielectric constant should be used in plasma-assisted CO2 methanation as a high polarisation of the surface of the catalyst is not favourable for the conversion of CO2 to methane, instead it would promote the splitting to CO. As one would expect, the Creactor factor is not related to the conversion in thermal catalysis.
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The dielectric permittivity should be taken into account together with the physicochemical properties to assess the catalyst activity in plasma. It is revealed that a high Creactor above 4 pF, and therefore large dielectric permittivity of the material, which is the case of Ni/DOE2, 3, 4, 7, 8, is unfavourable for a good performance for this reaction in DBD plasma. For Ni/DOE6 poor physicochemical features intersect with a low Creactor (3.4 pF), however, the good dielectric response is not sufficient to outbalance the large CeO2 crystallite size, small surface area and absence of appropriate sites for CO2 adsorption. In the case of Ni/DOE3 and 4, this adverse dielectric property overlaps with advantageous physicochemical features, which leads to a satisfactory conversion but at higher power consumption, hence low efficiency of the catalysts in plasma. The intersection of low Creactor with small CeO2 crystallite size (Table 3.4), good OSC of the ceria support (as for DOE0 and 5, reported in Table 3.3), high amount of medium strength basic sites (Table 3.7), large surface area, and small pore width (Table 3.4) leads to the most efficient catalysts in plasma-assisted CO2 methanation, meaning Ni/DOE0>5>1. It should also be mentioned that the catalysts that reach the best plasma-assisted CO2 methanation yield, i.e., Ni/DOE0 and 5, have similar anisotropic morphology, just with different particle size (length of the support particles 188 to 32 nm, respectively). In fact, it was shown by TEM imaging (Figure 3.5) that the supports DOE0 and DOE5, with nanoneedles and nanorods morphology, grow long <011> axis, which facilitates OV formation, and have an elongated shape (see Table 3.3). Moreover, good OSC of the ceria support has been previously linked with electrochemical properties and ionic conductivity [172] and low permittivity.

The link between physicochemical, dielectric properties, and catalytic activity in DBD plasma is depicted in the 3D plot in Figure 4.10, where efficiency in plasma-assisted methanation is reported versus Creactor and medium strength basicity. The inversely proportional relation between efficiency and Creactor is confirmed, but it can also be appreciated that for two samples having similar Creactor To conclude, it can be established that the physicochemical properties required by a catalyst in thermal methanation are not directly translated in the plasma-assisted case. In fact, the dielectric behaviour of the material influences its efficiency in plasma catalysis. The different yield of the Ni/DOE catalysts in plasma and thermal methanation suggests an effect of plasma-catalyst interaction and a dissimilar reaction mechanism in both cases. These will be analysed in the following chapters with an in-depth analysis of the electrical behaviour of the DBD reactor with different packing materials and operando study of both thermal and plasma-assisted catalytic reactions.

Stability tests

Stability tests both in the DBD and thermal set-ups with selected catalysts were performed over 10 hours at comparable conditions of 50 W power and 350 °C, respectively. The samples that were picked are the best catalysts in plasma and thermal reaction, Ni/DOE0 and 5, respectively, and the catalyst which reached low conversion in both cases (Ni/DOE6). These samples also represent the two extremes and centre point of the factors used in the DOE study performed for the ceria supports synthesis. The results of XCO2 and SCH4 over 600 minutes are reported in Figure 4.11. For the plasmaassisted CO2 methanation also the power over the 10 hours experiments was monitored in Figure 4.11a-c.

The CO2 conversion and CH4 selectivity for the plasma-assisted CO2 methanation follow the same ranking reported in the section 4.3.1. Both Ni/DOE0 and 5 have good and stable conversion and >99 % selectivity to methane results, with Ni/DOE0 reaching a bit higher conversion with smaller power injected (81 % at 45 W average). The power increases in the first 30 minutes for all catalysts and 

Characterisation of the catalysts after plasma-assisted and thermal reaction

The plasma exposure and methanation reaction can influence the physicochemical properties and surface of the Ni/CeO2 catalysts. To study the effect of both plasma and thermal methanation on the catalysts, they were analysed by several techniques such as XRD, XPS, FTIR, TPD-MS, and electron microscopy (TEM and SEM).

In Figure 4.12 the XRD diffractograms of catalysts after plasma and thermal reactions are reported.

The analysis of the catalysts after thermal methanation was carried out only on selected samples due to the limited amount of the recovered material. It is observed that only the metallic Ni phase is present in the sample and no NiO phase, meaning that there has not been bulk reoxidation of the active sites. The results of the Rietveld analysis of Ni/DOE samples after plasma-assisted and thermal methanation are reported in Table 4. The comparison with the crystallite sizes of the reduced samples in Table 3.4 reveals a variation of Ni and CeO2 crystallite sizes, which is reported as percentage of the initial value in Table 4.3 in brackets. It should be mentioned, however, that this XRD analysis showed no variation of the lattice parameter of the cerianite phase, maintaining a 5.41 Å. The change in crystallite size is observed both in the plasma-assisted and thermal case, so it cannot be considered as a plasma effect but rather a consequence of the exposure to the reaction gas mixture of CO2/H2. The results of XPS analysis in Table 4.4 of the spent catalysts give some insight on the variation of oxidation state of the surface. The Ni2p, C1s (Figure 4.17 The nature of the surface of the nickel particles is checked in the XPS Ni2p3/2 region, reported for Ni/DOE0, 3, 5, and 6 catalysts after plasma-assisted and thermal reactions in Figure 4.17a. The spectra (already shown in Figure 3 before and after CO2 methanation shows that the metallic Ni phase is maintained, in agreement with XRD. The Ni2p spectra of the reduced catalysts have a clear contribution of the main Ni 0 peak, which decreases after plasma-assisted and thermal methanation, proving that there is partial reoxidation of the Ni surface due to its involvement in the reaction or as intermediate adsorption site. This is quantified by the comparison of Ni 0 % in Table 3.6 and Table 4. NixC species [176] that might take part to the reaction or grow due to the exposure of the catalyst to CO2/H2 plasma. However, it should be noted that such noticeable difference has not been observed for the other Ni/DOE samples.

The O1s spectra of the catalysts after plasma exposure in Figure 4.18a change compared to the spectra of the reduced catalysts in Figure 3.23b, especially Ni/DOE3, 5, and 6, due to an increase of surface oxygen, adsorbed species, and adsorbed water [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]177]. The lattice O peak is located around 530 eV, while the two peaks at higher binding energy (around 532 and 533.5 eV) increase in intensity and area compared to the reduced counterpart, probably due to the molecules remaining from the methanation reaction on the catalyst surface. The first one could be related with defects or adsorbed species such as -COx, while the second one at 533.5 eV is characteristic of hydroxyl groups, which could be directly on the surface or linked with chemisorbed H2O [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]177,178]. Such large increase of the surface species contribution is not seen in Figure 4.18b for the post thermal catalysts, whose O1s spectra are similar to the ones reported in Figure 3.23b. Ni/DOE6 is the catalyst that after thermal methanation presents the most intense shoulder below 533.5 eV for OH adsorbed on the surface.

The Ce 3+ /(Ce 4+ +Ce 3+ ) ratio in Table 4.4 calculated from the deconvolution of the Ce3d region of the XPS spectrum (not shown) slightly changes after CO2 methanation compared to the reduced catalysts (Table 3. This variation of the adsorbed molecules on the Ni/CeO2 surface was also investigated by FTIR in samples after thermal and plasma reaction decreases compared to the reduced catalyst. The main contributions to the 1600-1200 cm -1 region are monodentate (1486 and 1373 cm -1 ) and bidentate carbonates peaks (1265 and 1551 cm -1 ) [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]. Ni/DOE3 before reaction is characterised by a larger contribution of bidentate carbonate peaks compared to monodentate, such ratio is inverted after CO2 methanation. This region 1600-1200 cm -1 increases in absorbance for Ni/DOE0 after plasma and thermal reaction and the peaks become wider with a more pronounced shoulder around 1580 cm - 1 , which suggests that additional adsorbed species are present on the surface of Ni/DOE0. The peaks at 2924 and 2855 cm -1 in the 3000-2700 cm -1 region of Ni/DOE0 FTIR spectra increase after plasma reaction, such peaks reveal the presence of C-H containing molecules on the surface of the used catalyst, probably formates (1585 and 2924 cm -1 ) [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF][START_REF] Dębek | Low-pressure glow discharge plasma-assisted catalytic CO2 hydrogenation-The effect of metal oxide support on the performance of the Ni-based catalyst[END_REF]160]. According to this peak assignation, there is a clear increase in the intensity of the carbonates and formates peaks after the reaction, probably due to the intermediate species that play a role in the plasma-assisted methanation. Such variation is less prominent for the Ni/DOE0 catalyst after thermal methanation. Ni/DOE5 spectra in the 1600-1200 cm -1 region are similar to Ni/DOE0 after plasma reaction, however the spectra indicate an increase in intensity in the region 1000-800 cm -1 . Such region was linked in section 3. 3.4, Table 3.7), and, as suggested by the FTIR peaks, the desorption mostly occurs at temperature higher than 250 °C therefore molecules adsorbed with medium/high strength.

The adsorbed intermediate species vary according to the catalyst and its physicochemical properties, as shown for the example of Ni/DOE6 compared to Ni/DOE0. Plasma plays a role in the surface modification of the catalysts but at the present moment it is unclear how to identify the contributions of the methanation reaction, heating and plasma. 

Conclusions

In this chapter, the results of plasma-assisted CO2 methanation with the Ni/DOE catalysts having different morphologies were analysed, compared to the performance in thermal catalysis, and related to the physicochemical properties of the materials. It was proved that the methanation Chapter 4: Plasma-assisted and thermal CO2 methanation over Ni/CeO2 catalysts: influence of physicochemical properties 128 reaction occurring in the DBD reactor is the result of the cooperation between an appropriate catalyst and the plasma discharge. Furthermore, it was shown that the catalytic activity of the synthesised catalysts is comparable to previously reported results and that they are stable over 10 hours of reaction time. The physicochemical properties such as surface area and basicity have a strong impact on the thermal methanation activity but have less influence on the results in plasma.

The synthesis parameters of the materials play a role since they affect the ceria crystallite size, surface area, surface basicity, Ni dispersion and interaction with the support, and oxygen vacancy formation, which are very important for the catalytic performance of the Ni/CeO2 material. The energy efficiency of the plasma-assisted process also depends on the response of the packed bed DBD reactor with the different catalysts, therefore on their dielectric behaviour. In fact, once the material is exposed to the electrons and excited species from plasma, and the electric field, father features of the catalyst should be explored. It was shown that the most effective catalysts for plasma-assisted CO2 methanation are those that combine low dielectric permittivity (quantified by Creactor) with small CeO2 crystallite size, good OSC of the ceria, a high amount of medium strength basic sites, and large surface area. Additionally, these results point to a common anisotropic morphology between the catalysts that combine such beneficial features, meaning nanorods and nanoneedles along the <011> axis of DOE0 and DOE5 supported samples.

Finally, variations in the Ni and CeO2 structures and surface configuration are revealed by examining the catalysts after the methanation reaction via several characterization techniques. In some cases, particle redistribution and surface reoxidation are observed and the adsorbed species change after the catalyst participates in the reaction. Such variations suggest that the material is very active and taking part into the reaction.

Introduction

As briefly touched in the previous chapter, the electrical characterization of the packed bed catalytic DBD reactor is significant to determine the efficiency of the catalysts and their behaviour in plasma.

In general, the plasma diagnostic is important in order to know at what regime it is operating and to gather information on the discharge, the gas temperature and the excited species present. As the DBD plasma reactor available was designed for plasma catalysts tests and is packed with a dark powdered material, it would be very laborious to apply the optical plasma diagnostic techniques frequently used in reactors provided with an optical access and without packing materials in the discharge zone. A more in-depth study of the electrical behaviour of the DBD reactor varying packing materials and using different catalysts of the Ni/DOE series was carried out, with the purpose of collecting information on the discharge characteristics and how is it affected by the choice of catalyst. Three complementary techniques were used for the electrical characterisation: analysis of the shape of the Q-V Lissajous figure, statistical analysis of the charge transfer events and acquisition of the envelope of the current peaks. The current envelope was previously used by Guaitella et al.

[127] to understand the interaction between the photocatalytic material (silica fibres coated with TiO2 nanoparticles) and plasma in a packed bed DBD reactor. In this publication the authors were able to identify difference regarding injected energy and current peak population with and without the packing material.

The results of these electrical diagnostics techniques are reported and discussed in this chapter.

These will be shown for different configurations of the DBD reactor (empty or packed) and using different materials including the Al2O3 and CeO2 supports and selected Ni/DOE catalysts (0, 3, 5, and 6).

Methods

This study was performed thanks to the guidance and supervision of Dr. Guaitella (LPP, École

Politechnique, Paris). The set-up described in section 2.3 and depicted in Figure 2.4 has been modified in order to improve the sensitivity of the measurement and a current probe (Pearson 4100)

was added for the current peaks measurement. The CO2/H2 stoichiometric gas mixture was flowed in the reactor during the tests as described in section 2.3. Ni/DOE0 sample to assess the reproducibility and standard deviation was calculated for the reported values. The data analysis described in the following sections was carried out in MATLAB.

Q-V Lissajous cycle analysis

The Vin and Q signals were averaged over 100 sweeps and acquired over a time scale corresponding to ∼5 periods with 5 GS/s rate. This data was used to build the Q-V Lissajous plots, previously introduced in section 2.3.4. The ideal parallelogram shape of the Lissajous plot is depicted in Figure As not all the events occur at the same time neither they go all the way across the reactor and the The four lines obtained from the linearization of the apexes of the Lissajous plot are used to build the equivalent ideal parallelogram and calculate the electrical parameters. The lines correspond in pairs to the "plasma off" (blue in Figure 5.2) and "plasma on" (red in Figure 5.2) regimes. Creactor and Con correspond to the slopes of the lines of "plasma off" and "plasma on" sections, respectively, and this analysis has been previously discussed in section 2.3.4. Further information can be obtained from the linearization. The charge Q0 at V = 0 can be calculated in the "plasma off" region as the line equation is Q = Creactor • V -Q0. Q0 is the residual charge deposited in the system before the plasma is ignited. In the ideal situation, the "plasma on" region of the Lissajous is described by the linear equation Q = Con • (V-Vgap). This requires Vgap to remain constant once the discharge is ignited and equal to the ideal ignition voltage for the case of a uniform discharge. At this votage, the gas fraction is converted into a "black box", modelled as Cgas in parallel with a time-dependent resistor Ron (the ideal circuit scheme is in Figure 2.7). The behaviour of the discharge is difficult to predict and model, as the plasma in the DBD reactor is not homogeneous and the discharge events are not simultaneous and cover the whole ground electrode surface considered as active area. Therefore, the slope of this region is referred as Con and varies with the applied voltage. The final parameter that is calculated from the Lissajous plot is the Qhalf-cycle (Figure 5.2), which is the charge transferred considered just during the discharge, meaning the difference between Q0 and the maximum Q at the apex of the Lissajous.

Charge peaks analysis

The Q signal was also recorded over 120 periods (not averaged, 20 repetitions of the measurement with timescale equivalent of ∼6 periods) using the highest possible sampling rate (10 GS/s corresponding to 5 MS per datafile) and keeping the x and y scales constant for the different experiments. The purpose of this measurement is the statistical analysis of the charge steps that are visible in the Q signal plotted versus time, Q is recorded using the voltage across Cext (as shown in equation (2.6)). This is why this element of the set-up was modified in order to use a device that could provide a faster response. Each charge step corresponds to a charge transfer event, meaning one or more filament ignited across the gap or surface discharges. The objective of the analysis of the Q signal is to isolate the charge steps over the noise signal, calculate their height and time at which the event occurs. In order to do so, the first derivate of the Q signal is calculated to have a quantification of the slope variation of the signal at each time point. A sudden and intense variation The cumulative △Qstep for all the observed events normalized by the number of periods quantifies the total charge transferred Qtotal. In the end, the results gathered are the number of events, the time at which they occur over 6 periods, the values of △Qstep and Qtotal which is a parameter analogous to Qhalf-cycle.

Current envelope

The current probe was added to the DBD set-up and measures the current signal at the ground different Cext (with smaller capacitance of 600 pF compared to the previous set-up) as well as different current and voltage probes were utilized, changing the overall impedance of the equivalent circuit of the set-up, therefore partially the response of the DBD set-up. However, it is still valid to discuss variations among the catalysts and packing materials, which will be studied in this section.

Furthermore, it is worth to point out that the features that will be discussed in this section are reactor-averaged and include the contributions of several discharge events. As the qualitative analysis of the shapes of the Lissajous figures could not point to interesting differences in the electrical behaviour of the DBD reactor packed with these samples, a quantitative analysis was performed in order to extract several parameters of the Q-V cycles, which are reported in Table 5.1. Namely, the quantities calculated are (as described in section 5.2.1) the slopes of the plasma "off" and "on" regions of the Lissajous, which correspond to the capacitances of the reactor and the dielectric materials once the plasma in ignited (Creactor and Con, respectively), the residual charge in the reactor Q0 and the total charge transfer during one half-cycle of plasma discharge Qhalfcycle, and finally the Vgap which corresponds to the breakdown voltage in the ideal parallelogram. An example of the linearization of the plasma "off" and "on" regions, and the equivalent ideal Lissajous that is built from these lines is reported in Figure 5.6 for Ni/DOE0 sample. packed bed for further comparisons. The empty DBD reactor, as expected, has both the lowest Creactor and Con. CeO2 is the material with the largest Con. Interestingly, with ceria support only the lowest conversion of CO2 is obtained (in agreement with previous results, see Figure 4.5). The addition of 15 %wt. Ni, which is conductive despite begin well dispersed on the surface, seems to decrease the dielectric permittivity of ceria at both power conditions. At around 30 W Con is ranking as Ni/DOE0<5<3<6, same as XCO2. Furthermore, the direct relation between Con and activity in plasma assisted methanation, which was suggested in the previous chapter, is maintained.

The results in Table 5.1 suggest that lower dielectric permittivity of the material is linked with lower Vgap, therefore easier ignition of plasma across the reactor gap. The breakdown occurs more easily without any packing, especially at the low voltage condition, as the discharge is established in the empty reactor at lower Vgap and it can be hypothesised that the discharge filament can bridge the whole length of the gap without being modified by the packing material. It has been suggested that a packing material with low or intermediate I A@=@(RI= enhances surface polarisation which aids the micro-discharges being established across the reactor [START_REF] Zhang | Propagation of a plasma streamer in catalyst pores[END_REF]182]. Furthermore, it was suggested that packing a DBD reactor with a material with large I C would enhance the electric field locally, especially at contact point between packing and electrode, increase the electron temperature but not aid the electron density and the uniform spreading of plasma in the gap, which would not be beneficial for catalyst-plasma interaction and for the catalytic reaction to occur [START_REF] Wang | Streamer propagation in a packed bed plasma reactor for plasma catalysis applications[END_REF]183]. Most of the studies on dielectric behaviour of packing materials have been carried out by fluid modelling and considering macro-sized beads, as in the experimental conditions it is difficult to separate the dielectric behaviour from the chemistry at the interface of the catalyst and its physicochemical properties [119,[182][183][184][185]. Nonetheless, such findings are useful to interpret these electrical characterization data regarding the dielectric behaviour of the catalysts used for plasma-assisted CO2 methanation.

The other two parameters in Table 5.1 regard the charge transferred and deposited during the discharge, Qhalf-cycle and Q0. As expected, with larger applied voltage, more charge is transferred by the events in the plasma discharge. The values at the low voltage condition show negligible differences, except for DOE0 support which has the largest Qhalf-cycle and Q0 at 25.4 kVp-p. At higher applied voltage Qhalf-cycle does not vary significantly with the different catalysts. In the empty DBD the largest charge transfer occurs, the same goes with the alumina packing, which was showing to have very small impact on the dielectric properties of the reactor.

Q0 follows the same trend as Qhalf-cycle, but the measured values vary more appreciably. The proportionality of Q0 and conversion or efficiency could not be established, however the lowest charge is linked with the most efficient catalyst (Ni/DOE0). Such differences in Q0 could be linked with the tendency of the material surface to polarize.

Statistical analysis of charge transfer events in the DBD reactor

More details on the charge transfer events are obtained from the statistical analysis over 120 periods of the charge steps, as described in section 5.2.2. An example of the charge steps of the unfiltered and not averaged Q signal over 1 period is reported in Figure 5.3, together with the first derivative, which is used for the steps detection. The parameters used for finding peaks are adequate for the signal/noise discrimination to detect each event and calculate △Qstep. In most cases, both the number of events and average △Qstep increase with applied voltage.

Furthermore, Qtotal is comparable to the Qhalf-cycle from the Lissajous analysis within the 10 nC error. 

Current peaks analysis

The last tool used for the analysis of the electrical behaviour of the packed bed DBD is the current envelope. The envelope records the most relevant events in terms of current peak intensity in the positive and negative half periods. An example of the current envelope together with V and Q signals over 2.5 periods is reported in Figure 5.10 for sample Ni/DOE0. The current peaks have positive intensity when the applied voltage rises from minimum to maximum, and negative in the other half of the period of the sinusoidal V signal. The recorded negative envelope in the first half of the period and the respective positive peaks in the second half are to be considered as noise and not related to events occurring due to the DBD discharge, as they rise from ringing of the Rogowski coil used as current probe. Figure 5.10 also shows that the steep section of the Q signal where the charge transfer steps are observed correspond with the area in which current peaks are recorded. The Vignition values are reported in Table 5.3, they differ from the Vgap calculations discussed in section The current envelope only retains the most intense events regarding charge transfer and current flow, which should be linked with the charge steps with largest △Qstep. To link these events, a new analysis of the charge over 120 periods was carried out with different parameters for the peak selection compared to the analysis in section 5. 

Effect of physicochemical features of the catalyst on the electrical behaviour of the packed bed DBD

The most relevant results coming from the analysis of V, Q and I signals as presented in the previous sections are reported in Table 5.4 with the values of Con (from Lissajous figure analysis), Qtotal (from the charge steps analysis), and Vignition (from the current envelope analysis). The catalytic activity in DBD plasma is assessed via CO2 conversion (only the power condition at which high conversion is obtained is reported in this table), selectivity of CH4 and energy efficiency, also in Table 5.4. The energy efficiency was also used as parameter in the discussion in the previous chapter and, as mentioned before in equation (2.12), it depends on power (in this case ranging 27-31 W), H2 conversion, and CH4 production.

Con is found to be inversely proportional to efficiency, similarly to what was stated regarding Creactor in chapter 4. The dielectric permittivity of the catalysts is once again proven to be relevant for the CO2 methanation reaction in plasma. In this case the catalysts rank as Ni/DOE0<5<3<6, which slightly differs from the previous results regarding Creactor. However, the general trend of I A@=@(RI= versus efficiency, as shown in Figure 4.9, is confirmed by the experiments carried out in the modified DBD set-up. Furthermore, an easier ignition mechanism and lower charge deposition in the packed bed DBD, meaning lower Vignition and Qtotal, seems to also favour the reaction. However, a clear relation of such features with the plasma-assisted methanation yield could not be found, as the Ni/DOE6 catalyst, which is the worst catalyst of this series, presents low Vignition and Qtotal like the most active catalyst, Ni/DOE0. Nonetheless, Ni/DOE0 is characterized by the smallest values of Vignition and Qtotal of this series and has a charge step distribution that favours events below 10 nC.

The physicochemical properties of Ni/DOE0, 3, 5, and 6 catalysts and corresponding supports presented in chapter 3 have been screened to find a link between electrical and physicochemical features of these materials. The physicochemical properties that were found to be related with the dielectric and charge transfer behaviours are Ni crystallite size (from XRD, previously reported in Table 3.4), H2 consumption at low temperature during TPR experiment (see Figure 3.25a and ), Ce 3+ defects concentration (from XPS analysis in Table 3.6), and total pore volume VP (from N2 physisorption, see Table 3.4), all in Table 5.4. Increased metal phase dispersion can be related with lower dielectric permittivity, described by Con.

Con is proportional to the low temperature H2 consumption, previously linked with increased metal dispersion, and inversely proportional to Ni crystallite size. The enhanced metal dispersion, reducibility and MSI could decrease the surface polarizability and result in lower I A@=@(RI= .

Furthermore, with a material having lower dielectric permittivity it is expected to deposit less charge in the packed bed. Charges and electrons are thought to be deposited on the surface of the packing dielectric material by electrostatic interactions, which might be enhanced by increased polarizability (higher I A@=@(RI= ) [127]. Furthermore, surface defects such as oxygen vacancies on ceria are also important regarding conduction mechanism, and conductivity is reported to increase with larger amount of defects on the surface of ceria due to doping or non-stoichiometric CeO2 [172,189]. The catalysts with largest amount of OV after Ni impregnation and reduction are found to have the lowest Qtotal. This could be explained by the tendency of charges to tunnel the material instead of being deposited on the surface. However, the dielectric behaviour (Con) could not be related directly with surface defects. In addition, another physicochemical feature that could be linked with facilitated conduction mechanism in metal oxides is lower pore width due to the proximity of the particle boundaries [190].

According to the results gathered in Table 5.4, larger pore volume is linked with lower Con. This difference in VP can be ascribed to the different interparticle voids that are created due to the different morphology and size of the particles. The different interparticle voids configuration in the samples might affect the contribution of the gas discharge to Con. The modal pore size (Table 3.4) is a way to quantify the pore size distribution shown in Figure 3.14b and at the range calculated for these catalysts (6.1-7 nm) it should not play a relevant role on the discharge [START_REF] Zhang | Propagation of a plasma streamer in catalyst pores[END_REF]. In fact, it is unlikely that plasma will be created inside the pores of width L =6.1-7 nm, as L >> ! ! , which is de Debye length described in equation (1.9) and is typically several hundreds of nm [START_REF] Zhang | Propagation of a plasma streamer in catalyst pores[END_REF]. The lowest size of mesopores in which DBD plasma could be ignited according to simulations is 50 nm, in which electrons barely penetrate at the beginning of the discharge [START_REF] Zhang | Propagation of a plasma streamer in catalyst pores[END_REF]. For larger pores above 400 nm size the plasma propagation depends on the I of the material, favoured with lower permittivity materials thanks to surface charges on the walls [188]. The N2 isotherm graphs in Figure 3.14a show that Ni/DOE0 and 5 have the most relevant macroporosity feature and largest VP among these four samples, meaning a rapid increase of slope at high partial pressure above 0.9. The presence of macroporous interparticle voids could favour ignition, as in the case of the needles supported catalyst, which has the lowest Vignition value.

All the aforementioned physicochemical properties are affected by the morphology and surface planes of the cerium oxide supports. The anisotropic structures along <011> axis such as nanoneedles and nanorods seem to possess the good OSC due to the less stable surface facet that is exposed which enhanced redox interactions and create wider interparticle pores between the elongated particles. The size of these structures might affect the interaction with Ni as the distribution of the metal phase is enhanced with the larger nanoneedles. It can be concluded that the morphology and physicochemical properties of the material affect the dielectric and conductive behaviours, changing its response once in contact with plasma and activity for plasma catalysis reactions.

Conclusions

Thanks to the electrical characterization reported in this chapter, more information on the plasma discharge were gathered and how this is affected by the presence of a catalysts in the discharge zone. The discharge is greatly affected by the packing material. In fact, a clear variation is observed between the empty and the packed bed DBD reactor. The current peaks are increase in intensity without a packing material, which translates to more charge deposited in the rector in each half period. As expected, the effective capacitance of the DBD reactor decreases without a packing material and is affected by the choice of material used as catalyst. Further differences were shown regarding change transfer behaviour and measured current peaks between packing materials such

Introduction

The difference in activity in thermal and plasma-assisted CO2 methanation with the Ni/CeO2 catalysts of the DOE series was reported and assessed in chapter 4. This variation was linked with the different physicochemical and dielectric properties that the catalysts possess. Nonetheless, it is very important to understand how these features affect the surface chemistry during the catalytic reaction activated either by temperature or plasma. Further knowledge on the reaction mechanism in plasma catalysis will allow to identify the most relevant features of a catalyst to enhance the interactions required by the detected reactions occurring on its surface (such as basicity, hydrophobicity, affinity for a particular functional group). Such studies will further develop the rational design of catalysts made specifically for plasma catalysis.

FTIR spectroscopy has been reported as a reliable technique for operando analysis of the composition of IR active molecules on catalyst surface and in gas phase during thermochemical catalytic reaction [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]191] [173,193,194]. The formate pathway seems to be linked with the presence of oxygen vacancies in the support such as for CeO2 [193].

A deeper understanding of the nature of the groups formed on the catalyst surface exposed to the methanation reaction mixture and their evolution over time can give insights on the reaction recently developed [START_REF] Dębek | Low-pressure glow discharge plasma-assisted catalytic CO2 hydrogenation-The effect of metal oxide support on the performance of the Ni-based catalyst[END_REF][195][196][197][198], and it was shown how relevant it is to further have insights on the reactions occurring in plasma and on the plasma exposed surface of the catalyst, which might differ from the thermal case. Azzolina-Jury and Thibault-Starzyk reported the design of a lowpressure glow discharge cell used for time-resolved FTIR suitable for the investigation of the surface of the catalyst and the gas phase with plasma [195]. The implementation of such techniques remains a challenge when investigating atmospheric pressure DBD plasma [198]. Furthermore, due to the co-dependency of reactions occurring on the catalytic surface and in the plasma, there are only a few publications discussing the mechanisms for plasma-assisted CO2 methanation [198,199].

Recently, Van Turnhout et al. and Aceto and al. [197,198] used a novel DBD FTIR cell to investigate surface species adsorbed on a Ru-catalyst during plasma-catalytic dry reforming of methane and CO2 methanation, respectively.

Methods

The FTIR operando study was performed at LSC of ENSI-Caen under the supervision of Dr. Azzolina-Jury and with the precious help of Dr. Nguyen-Quang. The catalyst named Ni/DOE0 was used for the experiments reported in this chapter, as it showed an interesting variation in its activity in plasmaassisted and thermochemical CO2 methanation. 20-30 mg of catalyst was pelletized into thin 16 mm diameter disks using a hydraulic press (Specac).

DBD plasma operando set-up

The custom-made operando DBD IR cell was previously described in recent publications [197,198].

A scheme of the set-up can be found in Figure 6 Torr, Pfeiffer vacuum HiCube 80) to allow for easy purging of the cell.

The catalyst was introduced in the cell and the system was purged under secondary vacuum (10 -7

Torr). The sample was subjected to thermal activation at 5 °C/min 300 °C for 1 hour under vacuum.

The reactor was then filled with Ar to reach atmospheric pressure and a reduction pre-treatment was performed in 5%H2/Ar plasma at 25 kVp-p and 3 Hz with 20 mL/min total flow for 10 minutes.

After purging again, Ar was used to return to atmospheric pressure. The reaction mixture was then let into the cell, with a total flow of 20 mL/min 1/4/5 CO2/H2/Ar ratio. Once the cell is filled by the reaction mixture, the FTIR spectra are stabilised and MS signals reach a plateau, the plasma is ignited. Two power conditions were tested: the first one with 22 kVp-p HV signal for 10 minutes and the second one at 25 kVp-p for 15 minutes. The reaction time was sufficient to reach the steady state, i.e., when the spectra and MS signals do not show significant variation anymore. The plasma was then turned off and the cell was purged under secondary vacuum.

Thermal operando set-up

The pellet was inserted in the "sandwich" cell for operando thermal catalysts, which was mounted in a FTIR spectrometer (Thermo Scientific Nicolet 6700 spectrometer, equipped with a MCT detector, 4000-400 cm -1 range, 4 cm -1 step, 64 acquisitions per spectrum). This set-up was previously described by Wuttke et al. [200]. The "sandwich" cell consists of two KBr windows at the extremities, among which the sample pellet is placed in a cylindrical stainless-steel holder that is heated and its temperature is controlled by a K-type thermocouple. The KBr windows are cooled down to keep the temperature below 300 °C, the cell is sealed by O-rings and the experiment is Mainly two regions of the full spectrum evolve over time and after around 15 minutes (meaning 10 minutes at 22 kVp-p and 5 minutes25 kVp-p) stabilize: 1600-800 cm -1 and, despite the noisy signals, around 3000 cm -1 . The first is usually linked with presence of carbonate species, as seen in the exsitu FTIR spectra in the previous chapter (Figure 4.19), while the latter is normally the region where C-H bands of different species are located. These two regions will be analysed in detail below. The spectra in the region of interest 1600-800 cm -1 generally resemble the modality of the curve obtained from ex-situ FTIR analysis of the same catalyst after plasma reaction (Figure 4.19), except for the 1633 cm -1 H-O-H bending peak. The intensity of the spectra in Figure 6.2 in the region above 1600 cm -1 increases over time, however a clear peak is not detected at this position (1633 cm -1 )

during the operando DBD plasma experiment probably due to an irregularity in the pellet which distorted the spectrum in this range or the fast desorption of water from the surface due to the energy deposited by the plasma [198]. In fact, the production of water consequent to plasma ignition is shown by the noisy appearance of all spectra in the 1850-1400 cm -1 as such equally spaced and sharp peaks are vapor phase H2O vibrations [198,201]. H2O is formed from CO2 and H2 reacting after plasma ignition as a co-product in both cases of CO2 methanation and RWGS reactions, despite no clear CH4 and CO evolution being observed in the MS at the initial stage (Figure 6.4). A negative effect might be the blocking of the catalytic sites due to water not desorbing from the surface of the material.

The evolution over 25 minutes of reaction (considering the two conditions combined) of the nonsubtracted spectra in the regions just mentioned, 2000-800 cm -1 and 3050-2500 cm -1 , are reported in Figure 6.3a and b, respectively. A qualitative band identification analysis was performed and is shown on the figure by the use of different symbols. It was considered that the peaks assigned to the same adsorbed specie vary accordingly and the vibrational frequencies obtained were compared with data from literature in order to assess the physical consistency of each peak. A summary of previously reported band position for carbonates and formate species on ceria surface can be found in Annex 3. In general, the assignation just presented is in agreement with previous works by The other peaks in the 1600-800 cm -1 region are related to carbonate species with two or more bounds to the surface oxygens, which already adsorb at room temperature and continue being replenished once the plasma is ignited. The contributions at 850, 1030, and 1470 cm -1 are probably of polycarbonates [203] already present on the surface due to interaction with CO2 at room temperature, which might do not participate in the reaction as no variation in absorbance is visible in Figure 6.3a. Despite the very noisy spectra in 3200-2400 cm -1 range in Figure 6.3b, it is possible to discern a growing wide peak around 2950 cm -1 when a linear baseline is subtracted (in the inset).

The wide peak is fitted by two components at 2945 and 2821 cm -1 , attributed to C-H vibration of formate and CH2 absorbed species, respectively [160,195].

The spectrum at 0 min in Figure 6.3a corresponds to CO2 adsorption on the catalyst surface at room temperature, the surface species at this condition are mostly carbonates (polydentate and hydrogen carbonates). In fact, CO2 is expected to adsorb on the basic sites of the ceria surface forming carbonates (CO3) with the oxygen of one or more Ce-O pairs (mono-, bi-or tridentate) according to the configuration of the carbonate and the number of oxygens that link the C to the surface [204].

Switching on the plasma leads to an increase of formate peaks and decrease of hydrogen carbonates. The evolution of such species suggests that these molecules are related to the methanation reaction as the variation depends also on the applied voltage that is increased after 10 minutes. Nonetheless, all the adsorbed species detected are formed by the interaction of Ni/DOE0 catalyst with the CO2/H2 gas phase and plasma, but they might be either intermediates or spectators of the methanation reaction. The surface of the catalyst was purged in-situ before the operando experiment and was left in contact with the reaction mixture until stabilization, therefore the evolution over 25 minutes reaction time can be attributed uniquely to the plasma interactions and surface reactions occurring. It should be mentioned that at the first condition with 22 kVp-p applied voltage no methane production is observed via MS (see Figure 6.4), while the CH4 signal starts to increase after the voltage is switched to 25 kVp-p, which corresponds to a more rapid stabilization in growth of all peaks. With more power being injected into the plasma (second applied voltage condition), enough energy is available for the methanation reaction to occur. Yet, it should be pointed out that the CO2 conversion observed during the operando experiments, both plasmaassisted and thermal, is negligible compared to the previous catalytic tests discussed in chapter 4. This is probably due to the design of the reactors and to the experimental conditions that require a very low amount of reactants and catalyst, which also results in very low external surface area due to being pelletized. All contributions plateau after 20 minutes of plasma-assisted reaction as can be seen from the FTIR spectra in Figure 6.3a, which are almost unvaried between 20 and 25 minutes.

The stabilization of such carbonates and formates species might be due to a reaction/desorption rate being in equilibrium with the adsorption rate of these molecules. As at this condition CH4 is produced, it is possible to suggests that these species are involved in the reaction and consumed for Instead, other carbonates already present on the surface are consumed and re-adsorb. The initial growth of carbonates might be attributed to interaction with CO2 and CO in the gas phase as well as activated CO2 from plasma with the basic adsorption sites on the ceria supports. H2 is expected to adsorb on the metal sites (Ni particles) [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF][START_REF] Azzolina-Jury | Mechanism of Low Pressure Plasma-Assisted CO2 Hydrogenation Over Ni-USY by Microsecond Time-resolved FTIR Spectroscopy[END_REF]. The interaction between adsorbed H2 and CO2 might allow the catalytic reactions to happen on the surface and produce water, which is the first molecule to be observed since the plasma ignition, CO (if not coming from CO2 splitting entirely), and CH4.

Moreover, the FTIR spectra also point to more formates appearing on the surface. The reduction of hydrogen carbonates (pre-adsorbed on the catalyst) to formates, also suggested in [191], seems to be the most possible route as the HCO3 is consumed first and water, that appears in the gas phase, is produced by this reaction. The adsorbed CO3 could also be hydrogenated to form formates, that are probably the main intermediate of the plasma-assisted methanation reaction. The formate lines increase especially after 10 minutes (when the voltage is increased), peaking at 20 minutes and then stabilised, so their evolution is tightly linked with the CH4 production shown by the MS (Figure 6.4).

It can be proposed that formates are then stepwise hydrogenated to CH2->CH3->CH4 with addition of hydrogen atoms, the latter then desorbed from the surface [191]. Out of these hydrocarbon species, only CH2 is detected in the FTIR spectra, and it was suggested by previous studies that such peak can be attributed to CH2 adsorbed on Ni sites [START_REF] Azzolina-Jury | Mechanism of Low Pressure Plasma-Assisted CO2 Hydrogenation Over Ni-USY by Microsecond Time-resolved FTIR Spectroscopy[END_REF]. As only the peaks of formates and CH2 species are identified in the spectra and grow in absorbance, it can be hypothesised that the slowest reaction rate is the one involving the hydrogenation of formates to CH2 and the conversion of CH2 to CH3, while the final reduction to CH4 is much faster as well as the desorption of the product molecule form the surface, therefore it is not detectable by the FTIR spectra. It should be mentioned that, due to large dead volume of the set-up, the response of the MS in not very rapid, therefore CH4 might be formed right at the time of the condition switch to higher power (after 10 minutes) but there is a delay in the stabilisation of the CH4 signal. Both CH4 and CO increase after the applied voltage is switched to 25 kVp-p.

The electrical signals of Q, V, and I recorded during the experiment at both applied voltage conditions are reported in Figure 6.5. The Lissajous plots in Figure 6.5a appear very different compared to the ones obtained for the double dielectric set-up with cylindrical geometry used for the experiments reported in the previous chapters. The goal of the DBD used for the operando experiments is to form surface discharges on the pellet, which, at least from a visual analysis of Chapter 6: Proposed reaction mechanism of plasma-assisted and thermal CO2 methanation with Ni/CeO2 nanoneedles catalyst via operando studies 160

Thermal operando study

The FTIR spectra of surface and gas phase acquired during 15 minutes of thermal CO2 methanation reaction with Ni/DOE0 catalyst pellet are reported in Figure 6.6a and b, respectively. Similar regions of interest compared with the previous operando experiment (Figure 6.2) are identified for the thermal operando one, but also the same issues regarding noisy spectra are observed for the surface FTIR spectra in Figure 6.6a. The region where the peaks of carbonate species on ceria appear has to be limited between 1600 and 1000 cm -1 due to the saturation below 1000 cm -1 (inset of Figure 6.6a), but interesting bands are observed in this case between 2200-1700 cm -1 , therefore the extended area 2200-1000 cm -1 is considered (Figure 6.7a). The second region studied in the previous section between 3000 and 2500 cm -1 does not show an interesting evolution in Figure 6.6a except for the last spectrum at 15 minutes which exhibits a clear peak centred around 2850 cm -1 (studied later in The gas phase FTIR spectra over thermal reaction time in Figure 6.6b show the contributions of CO2, CH4, H2O, and very low intensity peaks of CO, in agreement with the signals detected by the MS (Figure 6.8a). It is peculiar how the surface species do not stabilize quickly after the interaction with CO2/H2 reaction gas mixture but the gas phase peaks increase in intensity very rapidly and stabilize after just 5 minutes. The intensity of the main gas phase peaks have been plotted over time in Figure 6.8b. This slow evolution of surface adsorbed species compared to the plasma-assisted reaction (Figure 6.2) could be due to the different procedures adopted in both cases. It should be mentioned that the protocol of the thermal operando experiment differs from the one carried out in the DBD Chapter 6: Proposed reaction mechanism of plasma-assisted and thermal CO2 methanation with Ni/CeO2 nanoneedles catalyst via operando studies 161 operando cell. In fact, in this case the pre-treated catalyst surface is maintained at 300 °C, temperature at which the methanation reaction is expected to occur with this catalyst (see chapter 4 and Figure 4.6). Then, the reaction mixture is sent to the pellet and allowed to interact with the catalyst surface. It is probable that in this case we observe at the same time the catalytic reaction on the surface and the CO2 adsorption to spectator species. On the other hand, in the DBD operando cell the catalyst surface was already saturated with carbonate species from the adsorption of CO2 when plasma is ignited, therefore the FTIR peaks evolution is purely caused by the plasma triggering surface reactions and the interaction of the adsorbed molecules with new species in the plasma and the gas phase. It should be mentioned that the surface FTIR spectra were observed to stabilize after 15 minutes methanation reaction, meaning that the surface species stabilize and spectra acquired afterwards resemble the last spectrum of Figure 6.6 (data not shown).

Similar carbonate and formate contributions shown on the FTIR spectra acquired during the plasmaassisted reaction in the 1600-1000 cm -1 region (Figure 6.3) are also seen in the spectra of the thermal operando experiment (Figure 6.7). The species proposed are mono-and bidentate carbonates, hydrogen carbonate, and formate. The peak positions of hydrogen carbonate are similar to the results shown previously. A shift of position is observed for fomates and bidentate carbonates between the spectra of the two experiments. This can be explained by the different surface condition (regarding defects and OV) of the ceria surface exposed to plasma and heated at 300 °C, which greatly affects the carbonate adsorption and configuration on the surface, therefore the vibrational frequencies of such molecules [160]. Furthermore, the main peaks of adsorbed carbonates are proposed to be bidentate and monodentate due to the spacing between the ,((') frequencies [START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]202,203]. The peaks identification is noted in Figure 6.7a and it is in line with frequencies reported in literature (see Annex 3) [160,180,202,203]. In addition to absorbed carbonates and formates, four peaks in the 2200-1700 cm -1 regions appear after the first scan and grow in absorbance. The 1760 cm -1 peak can be attributed to HCO [207], two components at 1840 and 1920 cm -1 are known as vibrations of bridged carbonyls [198], and the 2040 cm -1 is linked with linear carbonyls [208].

The FTIR spectrum region at higher wavenumber, where the peaks relative to C-H vibrations are usually observed, differs from the one acquired during the plasma operando test. In this case a peak centred around 2850 cm -1 can be observed in Figure 6.7b, which is the contribution of two peaks at 2845 and 2871 cm -1 . Both are attributable to C-H stretching vibrations, the first of CHx species and the latter of adsorbed HCOO [209]. It is interesting to notice that these two peaks appear only in the last spectrum of the thermal operando experiment, so when the equilibrium between surface and gas phase species is almost reached and the CO2 methanation reaction has been established.

The possible contribution of C-H vibration of formate which was observed in the previous experiment at 2945 cm -1 is suggested (with a peak at 2952 cm -1 ) but the actual presence of this band is masked by the noisy signal at this wavenumber range. As observed in the FTIR spectra, all bands grow during the 15 minutes of thermal methanation reaction, with a slight stabilization between 3 and 9 minutes (Figure 6.7a). The peaks of carbonates and formate increase, that might indicate that the adsorption from CO2/H2 gas phase is faster than the reaction rate until an equilibrium is reached. It suggests that there are several reactions competing on the surface once it is exposed to CO2 and H2 at 300 °C, meaning the CO2 adsorption as carbonates and adsorbed CO2 hydrogenation. The FTIR spectra evolution does not give a clear picture of possible intermediates. Moreover, the bands of C-H vibrations appear only after 15 minutes in the FTIR surface spectra (Figure 6.7b), which can be misleading. However, the presence of CHx and HCOO might be masked by the fast evolution of these intermediate species. A rapid consumption of carbonates to formate/HCOO to CHx and finally methane, which is shown to be produced since the first 3 minutes by the gas phase FTIR spectra (Figure 6.8b), might be occurring at the beginning of the thermal reaction while an equilibrium is not reached yet, therefore the peak cannot be detected at this stage. Such reaction pathway is the formate route, which was suggested for the plasma-assisted reaction in the previous section. Nonetheless, the presence of carbonyl groups on the surface of the catalyst, shown in 

Conclusions

Different reaction mechanisms are proposed for the plasma-assisted and thermal CO2 methanation on the same Ni/CeO2 DOE0 catalyst having nanoneedles morphology. CO2 and possibly CO derived from its splitting in DBD plasma are adsorbed on the ceria surface into carbonates with one or several O in common with the metal oxide framework. It is suggested that the surface catalytic reactions go through carbonates, hydrogen carbonate and formate intermediates, which are progressively hydrogenated with H adsorbed on the Ni particles to methane, then desorbed from the surface. Also, during the plasma operando experiment it was shown how a minimal injected power is required for the methanation reaction to occur, and reaching the plasma breakdown is not sufficient for the gasses and surface activation. For the thermal catalytic reaction at 300 °C, similarly to previous publications [173,193,194], a combination of formate and CO pathways is suggested for the Ni/DOE0 catalyst. Such difference is remarkable and reinforces the different performance of this catalyst in plasma-assisted and thermal CO2 methanation studied in chapter 4. The different mechanism might be affected by the new species formed in plasma (CO and excited CO2 and H2) which interact with the adsorption sites of the catalyst. Moreover, the CO2 adsorption behaviour in DBD plasma and at 300 °C hints to a different configuration of defects and OV of ceria when exposed to plasma and electrons which seems to avoid the dissociative pathway.

The results shown in this chapter remain part of a preliminary study on surface reaction mechanism on nanostructured Ni/CeO2 catalysts. A more in-depth analysis would be necessary in order to reach more solid conclusions on the reaction pathway. First of all, the same experimental protocol, both with and without the initial CO2/H2 adsorption step, should be tested in the thermal and DBD reactors in order to better highlight the differences between the two processes. In addition, testing a temperature ramp might be interesting in order to better assess the thermal stability of the surface species formed during methanation. Secondly, an in-situ CO2 adsorption mechanism is required in order to discern the impact of the presence of hydrogen and the methanation reaction from the carbonates formation from CO2 adsorption. Furthermore, studying the species desorption from the catalyst surface is also interesting in order to know which are more tightly bound. Finally, microkinetic models regarding the CO2/H2 plasma chemistry can provide information on the most relevant reaction steps and help complete the picture of the complex interactions between the plasma and the catalyst in plasma-assisted CO2 methanation.

Chapter 7: Conclusions and prospects

The main aim of this PhD thesis was to assess how the nanostructure of cerium oxide supports affects the performance of Ni catalysts in plasma-assisted CO2 methanation and the dielectric properties of such materials.

Ceria nanomaterials with varying morphology and size were obtained by hydrothermal methods, 

Conclusiones

El objetivo principal de esta tesis doctoral ha sido evaluar cómo afecta la nanoestructura de los soportes de óxido de cerio al rendimiento de los catalizadores de Ni en la metanación de CO2 asistida por plasma y a las propiedades dieléctricas de dichos materiales.

Mediante síntesis hidrotermal se obtuvieron nanomateriales de cerio con morfología y tamaño variables, cuyos parámetros se seleccionaron mediante análisis factorial DOE. La distinta morfología afecta a las propiedades fisicoquímicas y al tipo de defectos presentes en los soportes de óxido de cerio y de los catalizadores Ni/CeO2. La temperatura y la concentración de NaOH del tratamiento hidrotérmico tienen el impacto más significativo sobre el crecimiento (cuantificado con el tamaño de cristalito obtenido por XRD) y la reactividad superficial de los materiales de ceria. Además, al aumentar la temperatura, la concentración de NaOH y el tiempo de reacción de la síntesis, la morfología cambia como nanorod > nanoneedle > nanocube > microrod+cube. Cada nanoestructura está vinculada a un plano cristalino preferente expuesto en la superficie, que son <100> para los cubos y <011> para las estructuras anisótropas de agujas y varillas. La estabilidad y la configuración de la superficie expuesta influyen en la tendencia a formar vacantes de oxígeno (relacionadas con el enriquecimiento de Osurface y Ce 3+ en la superficie, mostrado por XPS), a interactuar con moléculas adsorbidas (basicidad de la superficie medida mediante CO2-TPD) y a facilitar reacciones redox en su superficie (OSC). El tamaño también afecta a los defectos superficiales, que aumentan en las partículas pequeñas, y la misma tendencia se considera para el área superficial (medida por SBET).

Además, la diferente formación de poros interpartículas en estructuras de ceria con diferente morfología, también afecta al volumen de poros VP. Cuando se introduce la fase Ni, las características del soporte condicionan la dispersión del metal, por tanto el tamaño de los cristalitos de Ni, su tendencia a reducirse (vía H2-TPR), y la interacción metal-soporte.

Las propiedades fisicoquímicas y las propiedades redox superficiales de los catalizadores nanoestructurados Ni/CeO2 afectan al comportamiento dieléctrico y de conductividad, que se evalúan mediante la caracterización eléctrica del lecho de catalizador en el reactor DBD, y se consideran relevantes cuando el material se somete al campo eléctrico y a la interacción con electrones y especies excitadas. Una mayor permitividad dieléctrica del material de empaquetamiento (representada por Creactor y Con) mejora la polarización de la superficie y el campo eléctrico, la transferencia de carga y afecta a la distribución del pico de corriente. Además, disponer de un material con macroporos interpartículas (alto VP) podría facilitar la ignición de la descarga. La caracterización eléctrica sugiere que el plasma se ve realmente afectado por el catalizador y sus características fisicoquímicas, como la reducibilidad, el MSI, el VP y los defectos superficiales, que podrían estar implicados en los mecanismos de conducción.

Estos materiales de Ni/CeO2 con diferente morfología se utilizaron para la metanación de CO2 asistida por plasma. Las características fisicoquímicas, como el área superficial y la basicidad, y dieléctricas de los catalizadores se relacionaron con el rendimiento en la metanación de CO2,

Conclusion

L'objectif principal de cette thèse de doctorat était d'évaluer l'influence de la nanostructure de différents supports d'oxyde de cérium sur la performance des catalyseurs à base de Ni, utilisés dans la réaction de méthanation du CO2 assistée par plasma. Among this series of three catalysts supported on commercial metal oxides (with particle size 200-25 µm), Ni/CZ is the one that shows the best activity with most efficient conversion at lower power.

The commercial ceria-zirconia supported catalysts is considered as benchmark, its good activity for plasma-assisted methanation was previously reported as 73.5 % conversion at low power 14. The plasma reduction pre-treatment was tested as an alternative to ex-situ thermal reduction which required high temperature (600 °C) and long treatment (at least 2 hours and in addition the reactor cooling time). Plasma was ignited in the packed ped DBD reactor with a pure H2 flow of 100 mL/min for 30 minutes with applied voltage 23 kVp-p and 12.3 kHz frequency, reaching a reactor temperature of around 135 °C. After the in-situ catalyst pre-treatment the plasma-assisted CO2 methanation experiment was carried out as usual. For comparison, the Ni/DOE0 catalyst was used fresh without any reduction pre-treatment (just after 550 °C calcination in air), reduced (at 600 °C in 5%H2/Ar for 2 h, which is the condition used for all catalysts in this work), and reduced in H2 plasma. The CO2 conversion results obtained with the nanoneedles catalysts in these conditions are shown in Figure A2.1. It is clear that NiO is not performing well as catalyst in plasma-assisted CO2 methanation and that a reduction step, either in plasma or at high temperature as they seem to be equivalent for such application of the Ni/CeO2 catalyst, is required in order to have Ni particles that facilitate the CO2 converting reaction. The importance of macroscopic shape and size of the catalyst is under debate for applications in plasma catalysis, especially in the case of in-plasma set-ups, as it is the case of the packed bed DBD reactor used in this study. The materials used were available as powders, but the grain size could be 
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 11 Figure 1.1: a) Global annual CO2 emissions b) Equivalent CO2 of greenhouse gas emissions by sector as a function of year (source: ourworldindata.ord dataset [2]).
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 12 Figure 1.2: Predicted effect of possible scenarios on global CO2 emissions and global warming (reproduced from Hausfather et al., Nature, 2020 [4]).
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 1 Figure 1.3 collects some technological mitigation options regarding energy and industry and their relative potential impact on the emission reduction and cost.
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 13 Figure 1.3: Technologies for climate change mitigation in the energy sector and their respective estimated cost and potential contribution to net-zero goal (reproduced from IPCC 2022 [9]).
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 14 Figure 1.4: Influence on CO2 methanation equilibrium of a) temperature (at atmospheric pressure conditions) and b) pressure (at temperature of 300 °C).
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 15 Figure 1.5: Comparison of non-conventional catalytic techniques applied to CO2 reduction (reproduced from Chen et al., Journal of CO2 Utilization, 2021 [43]).

and

  Ce2O3, with fluorite and sesquioxide structure, respectively. The fluorite structure of CeO2 has Fm3m space group and face-centered cubic (fcc) unit cell of cerium cations and O 2-anions occupying the octahedral interstitial sites with the lattice parameter a is 5.411 Å (schematics shown on the left side of Figure 1.6). The facile modification from the stochiometric CeO2 structure to a nonstoichiometric one CeO2-d (with 0<d<0.5) makes it possible even to convert CeO2 to Ce2O3 [44]. The formation of oxygen vacancies (OV) inside the CeO2 crystalline structure can be expressed with Kröger-Vink notation as OO + 2 CeCe = ½ O2 + V''O + 2 Ce'Ce (1. 8) where CeCe represents a Ce(IV) ion on a Ce lattice site, OO is ion on an O lattice site, CeʹCe represents a Ce(III) ion on a Ce lattice site and VʹʹO represents neutral OV site. Therefore, the change of valence of two cerium cations is the consequence of each OV that have their electrons in Ce 4f energy states.
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 1617 Figure 1.6: Crystal structure of cerium oxide with presence of an oxygen vacancies.
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 18 Figure 1.8: Number of publications about ceria utilized as catalyst per year (source: Web of Science search"ceria+catalysis"[58]).
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 19 Figure 1.9: Number of publications regarding plasma catalyst per year (source: Web of Science search "plasma+catalysis" [58]).
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 110 Figure 1.10: Literature results of specific energy input versus CO2 conversion in non-thermal plasma reactors grouped by plasma source type (symbol) and application (colour) (source: PIONEER Database [87,88]).
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 1111 Figure 1.11: a) characteristic timescale of the various processes in NTP as well as on the catalyst surface (reproduced from Chen et al., Journal of CO2 Utilization, 2021 [43]); b) schematics of possible plasmasurface interactions [83,89].
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 112 Figure 1.12: Literature results of specific energy input versus CO2 conversion regarding plasma and catalyst material in-situ combination grouped by plasma source type (symbol) and application (colour) (source: PIONEER Database [87,88])

Figure 1 . 13 :

 113 Figure 1.13: Different factors that influence a plasma catalytic process (credits: PIONEER work package 3 M. Nguyen-Quang, M. Faedda, G. Hasrack, Y. Cai)

  temperature[121]. Other standard methods for temperature measurement are inserting an optical fiber temperature sensor in the discharge zone[122] or using an IR thermometric cameras on surfaces with known emissivity (meaning the outer surface of the reactor)[123]. The external temperature at the reactor surface is usually the most facile method of reactor temperature measurement via thermocouple or other temperature sensor, especially for the case of one-stage plasma catalysis reactors which do not have an optical access (even when using an optical fiber for OES) and/or do not allow a probe to be inserted directly inside the discharge. Furthermore, according to simulations for a packed bed DBD reactor, at steady-state conditions, the temperature at the external surface is close to the temperature in the catalyst bed with a difference of <10 °C[124]. The electrical characterization of plasma catalysis systems is also very important to fully understand the behaviour of plasma and the regime at which it is working. Langmuir probes are used to measure the ion/electron flux, they consist of metallic objects in contact with the plasma connected to an external electrical circuit that measures a current-voltage curve used for the calculations[125]. Further electrical diagnostics include using current probes (usually Rogowski coils) and monitoring the voltage drop across an external capacitor to measure the charge transferred in the discharge[126,127]. A thorough analysis of the current peaks will suggest the nature of the micro-discharges occurring in the NTP reactor and the impact of the packing material[126,127].

  plasma-assisted CO2 methanation and the mechanism of plasma-catalyst synergy. This project positions itself within the framework of a Marie Skłodowska-Curie Action European training network named PIONEER regarding plasma catalysis for CO2 recycling. The PIONEER network counts 14 PhD students and 17 senior researchers who collaborate to generate knowledge and expertise in the multidisciplinary field of plasma catalysis in order to propose new systems and materials for the efficient conversion of CO2 to added-value chemicals via plasma catalysis.In this thesis work, nickel catalysts on ceria supports are investigated and plasma catalytic tests are performed in a packed bed DBD reactor. The starting point of this study is the variation of support morphology through modification of the synthesis parameters, which to our knowledge has not been explored in plasma catalysis. According to previous peer-reviewed results, CeO2 morphology is expected to affect the cerianite crystal phases, the exposed facets on the surface, particle size, surface area, and interparticle porosity. The effect of ceria synthesis parameters on OSC and surface defects formation is explored. The contribution of support morphology to the physicochemical properties of the Ni catalysts, such as dispersion, MSI, and reducibility, is studied and reported in chapter 3. The behaviour in plasma of the different materials is assessed through catalytic tests in a cylindrical packed bed DBD reactor as well as thorough electrical characterization of the DBD setup, which is usually neglected in plasma catalysis publications. The results of catalyst tests are shown in chapter 4. The effect of the physicochemical properties of the catalysts on the plasma-assisted CO2 methanation is considered and the most relevant ones are highlighted. The electrical response regarding the dielectric permittivity of the packing material and how the plasma discharge and charge transfer are affected by the catalyst is studied and addressed in chapter 5. Finally, to gain further knowledge on the reaction mechanism of CO2 methanation on Ni/CeO2 catalysts in plasma,

Figure 1 . 14 :

 114 Figure 1.14: Graphical abstract of the PhD work.

  Instituto de Carboquimica ICB-CSIC in Zaragoza, Spain. The thermal and plasma catalytic tests as well as the temperature programmed experiments were carried out at the Institut d'Alembert of Sorbonne Université located in St Cyr l'Ecole (France). The transmission electron microscopy was performed at the Instituto de Nanociencia y Materiales de Aragon (INMA), Universidad de Zaragoza-CSIC in Zaragoza by the group of Prof. Arenal.
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 21 Figure 2.1: Schematics of the a) hydrothermal synthesis and b) wet impregnation.

  factorial design of experiments was designed following a centered two levels, three factors, full factorial model with one centered point concerning the hydrothermal synthesis conditions variation. The design and analysis of the experimental data were performed using a MINITAB 21 statistical software, allowing the determination of the influence of each factor on the final CeO2 properties, named responses [132]. Three factors were selected following to a previous literature study regarding hydrothermal synthesis of CeO2, i.e., NaOH concentration, synthesis temperature and time, which were studied at two levels, low and high, according to the values reported in the publications [130,133]. The minimum number of experiments needed for such factorial design is 2 3
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 22 Figure 2.2: Overview of the main material characterization techniques and their purpose.

  the crystallites and the size distribution. The usual values used are ranging 0.87 for spheres to 1. The presence of an amorphous phase in the samples is generally shown by very broad peaks as background. A more in-depth analysis of the diffractograms can be achieved via analysis of the peak shape and Rietveld analysis. The diffraction profile is controlled by three contributions, which are spectral energy dispersion of the x-ray source, profile variation caused by the instrument, and finally sample characteristics, as size and microstrain. The first two contributions are adjusted experimentally with a standard sample and by defining the Instrumental Resolution Function. The profile controlled by the crystallite size and microstrain can be fitted with a Double-Voigt function[134]. The width w for the crystallite size calculation according to equation (2.2) is measured by the integral breadth method with k=1. The Rietveld method considers the fitting of the diffractograms with mathematical functions according to the peak position, area, and width. A shift in the peak position from the theorical value defines the lattice parameters, which can be calculated according to the respective crystalline cell. The Rietveld peak integration and calculated intensity allows to achieve a quantitative determination of the crystalline phases in the sample.

Chapter 2 :Figure 2 . 3 :

 223 Figure 2.3: IUPAC classification of a) isotherm and b) hysteresis of N2 physisorption graphs reported from the 2015 IUPCAC Technical Report [135].

Figure 2 . 4 :

 24 Figure 2.4: Experimental set-up for the plasma-catalytic methanation of CO2 in the fixed bed reactor.

Figure 2 . 5 :

 25 Figure 2.5: Gas chromatogram in a) column 1 (PBQ+MS5A) and b) column 2 (PPU) of mixture of CO2, CH4 and H2, used for the calibration of level 3.

  3 kHz and tuneable high voltage ranging typically 20-25 kVpp. The outer electrode is grounded and connected to an external capacitor Cext of 3.2 nF, the voltage across the capacitor is measured (Vc in V) and is used to measure the charge (Q in C) transferred in the reactor, according to the relation: Q = Cext VC (2. 7) The high voltage (Vin) signal is monitored with a 1:3000 probe (Minipuls) and the voltage drop across the external capacitor VC is measured with a 1:10 probe (Pico technology), both are measured using a PC oscilloscope (Picoscope 5000 series, Pico technology), as in Figure 2.4. These Vin and Q signals are used to build the Q-V Lissajous plot, two examples shown in Figure 2.6. In the ideal case the Lissajous cycle is a parallelogram (approximated in Figure 2.6 with the dashed lines for the empty reactor), however, especially for packed bed DBD reactors (blue line in Figure 2.6), the discharge events do not all occur at the same time or across the whole reactor gap, therefore the Q-V graph is almond shaped [140].

Figure 2 . 6 :

 26 Figure 2.6: Typical experimental Lissajous figure for an empty and packed bed DBD reactor, overlaid with a graphical example of linearization of the "plasma on" and "plasma off" for the empty case.

  range[140]. These capacitors are approximated as placed in series [142], as in the equivalent circuit in the Figure2.7, and the overall packed bed DBD reactor capacitance Creactor can be calculated: B 1 /#01.,/

Chapter 2 :

 2 Materials and Methods64At a certain voltage, the discharge is ignited ("plasma on" region of the Lissajous in Figure2.6), the gas fraction is converted into a "black box", modelled as Cgas in parallel with a time-dependent resistor Ron (Figure2.7).

Figure 2 . 7 :

 27 Figure 2.7: Equivalent electrical circuit of empty and packed bed DBD reactor.

Figure 2 . 8 :

 28 Figure 2.8: Experimental set-up for thermal methanation of CO2.

  05 [143]. The p-value is a quantification of the statistical significance that is calculated from the probability of observing a set of results if the null hypothesis were true (i.e., no statistical relationship and significance exists in a set of observed variables). The confidence interval, meaning the range of values that you expect your estimate to fall between, is selected as two-sided, which requires the bracketing from above and below of 0.05/2. The results of this analysis are p-values and standardized effects, the absolute values of the latter are depicted in a Pareto chart. The standardized effects of each factor are calculated from the t-statistics that test the null hypothesis, the magnitude gives a quantification of the statistical significance according to the model and the positive or negative sign signifies the increase or decrease of the response according to the increment of the relative factor. The residual plot was also included to examine the goodness of the fit and of the repetitions. The residuals are the difference between the observed and the predicted values and they are plotted in a histogram to determine anomalies in the data and eventual outliers. A linear model described by a regression equation averaged over the blocks was built to describe the relation between synthesis parameters and the preferred response.
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  oxygen vacancies[145]. The two cerianite phases of the aforementioned samples DOE2, 6, 7, 8 have different lattice parameters and crystallite sizes: one is stoichiometric CeO2 phase with large crystallite size (in brackets in Table3.1), while the other one is in line with the other DOE samples with larger lattice parameter compared to the stoichiometric phase and smaller crystallite size.

Figure 3 . 1 :Figure 3 . 2 :

 3132 Figure 3.1: XRD diffractograms of the CeO2 supports of the DOE series. The (hkl) planes peaks are indexed on the top.

Figure 3 . 3 :

 33 Figure 3.3: SEM images of nanoparticulate ceria a)-i) DOE0-8. The relative observed morphology is annotated above each image.

  time and NaOH concentration ([NaOH]) as well as 2-Way interactions [NaOH]*Temperature, [NaOH]*Time, and Time*Temperature, and 3-Way interaction [NaOH]*Temperature*Time. The 2and 3-way interaction terms describe the interaction between the independent variables (factors) on the response and identify a possible dependency on each other. The individual effect of each term was studied and reported in the Pareto chart in Figure 3.4a and the p-values that judge their statistical significance are shown in Table 3.2.

[Figure 3 . 4 :

 34 Figure 3.4: a) Pareto chart of the standardized effect and b) residual frequency histogram of the factorial DOE analysis with the crystallite size as response.

[

  NaOH]*Temperature, is the third most relevant factor on the synthesis, meaning that the crystallite size is affected by the variation of both simultaneously. According to this analysis, the time the autoclave stays in the oven is statistically relevant for the outcome of the ceria synthesis (p-value 0.001 < 0.05) but has a lower impact compared to [NaOH] and temperature. In this sense, a visual comparison of the micrographs of DOE1 and 5 (1 M, 70°C, 24 and 5 h, in Figure3.3b and f, respectively), or DOE2 and 6 (15 M, 180°C, 5 and 24 h, in Figure 3.3c and g, respectively), results in similar morphologies despite the different duration of the hydrothermal treatment. The Two-way term Time*[NaOH] and the Three-way term [NaOH]*Temperature*Time are not relevant and in fact have a p-values much greater than 0.05. The residuals histogram (Figure 3.4b) shows a narrow distribution around 0 with two outliers, which means that generally the values adjust very well to the prediction made by the model. The larger residuals around -3 and +4 actually correspond to very specific runs which could link these unusual observations to an experimental error made during those synthesises.

  temperature ranging from 70 °C to 180 °C is the most significant from the statistical study. It has been reported that the cerium oxide particles are formed during the hydrothermal treatment via nucleation-dissolution-recrystallization mechanism [130]. This method allows the synthesis directly of precipitated CeO2 without a calcination step and morphology selection without the use of a template. The cerium III salt hydrolysed in the base solution forms Ce(OH)3 nuclei, which have been reported to have anisotropic structure [130]. As shown by the factorial analysis, with higher treatment temperature and base concentration the crystallization is promoted, and larger structures are formed [144]. The intermediate temperature and NaOH molarity (125°C and 8 M) allows the formation of anisotropic structures as needles starting from anisotropic growth of Ce(OH)3 nanocrystals. With low base concentration and temperature, the dissolutionrecrystallization rate is slow and the CeO2 nanocrystals do not grow much compared to the nuclei [130].

Figure 3 . 5 :Figure 3 . 6 :

 3536 Figure 3.5: BF-TEM images of DOE0, 3, 5, 6 supports.

Figure 3 .

 3 Figure 3.6 shows the HRSTEM and HRTEM images of a single nanoneedle of DOE0 sample. The corresponding fast Fourier transform (FFT) pattern indicates Fm-3m structure of CeO2 consisting of (011), (200) and (022) planes. The nanoneedles are observed to grow along <011> direction (indicated by red arrow in Figure 3.6). The HRTEM image (Figure 3.6b) shows that the side facets of the nanorod contains atomic steps and kinks as indicated by the yellow arrow.

Figure 3 . 7 :

 37 Figure 3.7: a) BF-TEM image of DOE3. b) SAED pattern taken from a). c) and d) IFFT of region 1 and 2 in a), respectively, that corresponds to spherical particles. d) HAADF-STEM image of DOE3. e) EDS spectrum of the region marked in d).

Figure 3 .

 3 Figure 3.7a shows BF-TEM images and Figure 3.7b the relative SAED (selected area electron diffraction) pattern that shows presence of (111), (200) and (220) planes of CeO2. This is confirmed by the EDX spectrum in Figure 3.7f that clearly shows presence of Ce and O, and no contamination was observed, indicating the samples are pure CeO2. The inverse FFT (IFFT) patterns of regions 1 and 2 in Figure 3.7c and d, corresponding to spheres and cubes, respectively, show that the surface plane of the spheres consists of <110>, <100> and <200> and that the side facets of the cubes grow along <100> plane, with two planes connected by a <111> plane along the corner.

Figure 3 .

 3 Figure 3.8b shows diffraction pattern taken from the DOE5 nanorods captured in Figure 3.8a. The pattern shows diffraction spots corresponds to (111), (200), (220) and (311) planes of Fm3m CeO2. The diffraction spots correspond to polycrystalline nature of the sample and contains many defects indicated by the streaking to the diffraction spots. The HRTEM images (Figure 3.8c and d) of a single nanorod shows that the nanorod grows along <011> direction and the top surfaces are bounded by <311> and <3 -1 -1> facets.

Figure 3 . 8 :

 38 Figure 3.8: a) BF-TEM image and b) SAED pattern of DOE5 sample. c) HRTEM image of a single nanorod with the inset showing the FFT pattern and d) HRTEM image of the tip of the nanorod marked in c).

Figure 3 .

 3 Figure 3.9a and b show the HRTEM images from the rod and cube, respectively. The rods and cubes are also observed to be much thicker compared to the previous samples, as expected by their larger size, which is observed from the dark contrast in the BF-TEM image (Figure 3.5d) showing the different planes of CeO2 present in these two systems. In fact, the FTT pattern of the DOE6 rods had to be taken from thinner portion of the structure (marked by the red square in Figure 3.9a). The FFT patterns reveal the (111), (311), (200) and (111), (002), (220) planes for the rod and cube,

Figure 3 . 9 :

 39 Figure 3.9: HRTEM images of the a) rod and b) cube structures in the DOE6 sample. The insets show the FFT patterns of the regions marked by the red squares.

Figure 3 . 10 :Figure 3 . 11 :

 310311 Figure 3.10: Mass variation and temperature ramp during the TGA reduction-oxidation cycles with DOE0 CeO2 sample.

  3). DOE3, which presents nanocubes structures surrounded by <100> planes characterised by alternate cation and anion layers ending with exposed Ce atoms [150], presents decreased Osurface amounts and the lowest concertation of OV, which is linked with its poor OSC shown by the TGA experiment. On the other hand, DOE0 and 5 samples expose <011> facets, that provide reactive and reducible surfaces resulting in enhanced formation of oxygen vacancies and improved OSC[START_REF] Zhang | Unraveling the physical chemistry and materials science of CeO2-based nanostructures[END_REF][START_REF] Gennard | Comparison of the Bulk and Surface Properties of Ceria and Zirconia by ab Initio Investigations[END_REF].

Figure 3 . 12 :

 312 Figure 3.12: Raman spectra for DOE0, 3, 5, 6 supports.

  according to the quantification provided by the Raman results the OV amount follows the order DOE5 > DOE0 > DOE3 > DOE6. Whereas the trend for the OSC calculated by TGA and of OV concentration by XPS changes the order of the last two: DOE5 > DOE0 > DOE6 > DOE3. It should be noted that the values of ID/IF2g calculated for DOE 3 and 6 (0.032 and 0.026, respectively) fall within the experimental error range. Nonetheless, the large size of the structures of DOE6 do no facilitate the formation of defects on the surface, moreover the low surface area and low OV concentration hinder the OSC property.
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 34 Impact of the introduction of Ni on the CeO2 supports on the size, textural, morphology and surface properties The catalyst obtained from the Ni wet impregnation of the ceria DOE series supports, that have been just discussed in the previous sections, were characterized by means of XRD and N2 physisorption in order to assess the variation of physicochemical properties after Ni impregnation on the ceria supports having different morphologies. The morphology and state of the surface of selected samples (Ni/DOE0, 3, 5, and 6) were checked via SEM, TEM, XPS and Raman spectroscopy.

Figure 3 . 13 :

 313 Figure 3.13: XRD diffraction patterns of the Ni/DOE catalysts. The squares indicate the Ni phase peaks.
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 4848 The nickel phase has a Fm-3m spacegroup and lattice parameter 3.52 Å, the hkl planes (111), (200), (220) are observed. All samples, with the exception of Ni/DOE6, have underlying traces of amorphous Ni and NiO with size below 4 nm. The quantification via Rietveld analysis of the Ni phase Chapter 3: A factorial design study of the morphology of cerium oxide supports and the impact on Ni catalysts physicochemical Ni/DOE1) to 16 % (Ni/DOE5), which results in most cases lower than the expected amount (15 %wt.). This is possible to due to inaccuracies in the adjustments and estimations taken into account for the corrections of the Rietveld analysis. Furthermore, ICP-AES analysis confirmed the presence of Ni in the expected amount with 15 %wt. in Ni/DOE5 and Ni 14 %wt. in Ni/DOE0 and 6. The ceria phase crystallite size after Ni impregnation, calcination and reduction treatments increases compared to the support (

Figure 3 . 14 :

 314 Figure 3.14: a) N2 isotherm and b) pore size distribution plots of the Ni/DOE catalysts.

A

  correlation between the synthesis parameters of the DOE and the properties of the catalysts has been investigated by factorial analysis, similarly to what was done for the supports. The DOE factorial analysis was carried out for one block using Ni crystallite size measured from XRD data of the Ni/CeO2 materials as response. The results of this analysis, however, do not point to any statistically relevant effect of one single synthesis parameter ([NaOH], Temperature, and Time). The cube plot in Figure 3.15 depicts the Ni phase crystallite size as a function of the levels of the three factors, including the central point. The cube plot shows that the effect of one factor depends on the value of at least another one. The effect on metal crystallite size of the increase of temperature (from 70 to 180 °C) and of NaOH concentration (from 1 to 15 M) changes if the synthesis of the CeO2 support was performed over 5 or 24 hours. For example (red arrows showing the Ni crystallite increase were included in Figure 3.15 for clarification), for the samples synthesised with 5 h hydrothermal treatment the increase of temperature causes a decrease of crystallite size (from 29.2 to 15.2 nm with 1 M NaOH solution and from 22.4 to 16.0 nm at 15 M), while for the 24 h case the crystallite size increases with treatment temperature (from 13.7 to 22.2 nm at 1 M [NaOH] and from 21.2 to 30.0 nm with 15 M solution). It was already shown in section 3.3.2 that the crystallite size of the support increases with higher temperature and NaOH concentration used during the hydrothermal synthesis, and generally it would be expected that Ni is more dispersed on a supporthaving smaller structures and larger surface area[START_REF] Zhou | Methanation of carbon dioxide over Ni/CeO2 catalysts: Effects of support CeO2 structure[END_REF], therefore the Ni crystallite size should also increase with temperature, which the case only for the samples synthesised at 24 hours (Figure3.15). The opposite trend seen for the 5 hours synthesis samples could point to the fact that the ceria supports are less stable if they undergo a shorter and low temperature hydrothermal treatment, therefore the ceria particles are more affected by the thermal treatments performed after Ni wet impregnation and are more prone to enlargement and hinder the dispersion of the catalyst. Enhanced metal dispersion has also been reported to be linked with strong SMI and with optimal and intermediate support particle size[START_REF] Parastaev | Boosting CO2 hydrogenation via size-dependent metal-support interactions in cobalt/ceria-based catalysts[END_REF].

Figure 3 . 15 :

 315 Figure 3.15: Cube plot of Ni crystallite size as a function of the DOE factors [NaOH], temperature, and time.

Figure 3 .

 3 Figure 3.3a and g. The same can be said observing at a smaller scale in the BF-TEM images of Ni/DOE0 and Ni/DOE6 Figure 3.16e and h. As was already discussed for DOE6 support, Ni/DOE6

Figure 3 .Figure 3 . 17 :

 3317 Figure 3.16: a)-d) SEM and e)-h) TEM images of Ni/DOE selected catalysts.

Figure 3 .

 3 Figure 3.18: a) BF-TEM image of Ni/DOE0 and b) diffraction pattern.

Figure 3 . 19 :

 319 Figure 3.19: (a), (e) and (i) shows HAADF-STEM image from different area of the Ni/DOE0. (b), (f) and (j) shows Ce L map, (c), (g) and (k) shows Ni K map, (d), (h) and (l) shows O K map.

Figure 3 .

 3 Figure 3.20a is the HRTEM image of Ni/DOE3. The FFT patterns in Figure 3.20b and c taken from two different regions marked in Figure 3.20a show spots corresponding to (111), (200) planes of fcc Ni, which indicates that metallic Ni is present in this area of the nanostructure.

Figure 3 . 20 :

 320 Figure 3.20: a) HRTEM image of Ni/DOE3. b), c) FFT patterns of the regions marked by red and yellow squares in a).

Figure 3 .Figure 3 .

 33 Figure 3.21: a) HRTEM image of Ni/DOE5. b) FFT pattern of the region marked by red square in a). c) magnification of the region marked by red square in a). d) IFFT pattern of c).

Figure 3 .

 3 Figure 3.22: a) HRTEM image of Ni/DOE6. b), c) and d) FFT pattern taken from three different regions in a).
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Figure 3 . 23 :

 323 Figure 3.23: XPS spectra of the a) Ni2p3/2 and b) O1s regions of the Ni/DOE0, 3, 5, 6 catalysts and relative deconvolutions.

  3). The Ce 3+ amount decreases, mostly for Ni/DOE5, probably due to strong MSI and oxygen migration between metal and defective CeO2 at the interface which might oxidise part of the Ce 3+ ions. Consequently, Ni/DOE5 has also the largest Ni 0 amount among these four samples. Similarly to the case of DOE5 support, Ni/DOE5 has the largest Osurface amount, which is linked with defects and adsorbed molecules (Figure 3.23b) [149]. Osurface increases for Ni/DOE3 compared to the bare ceria DOE3, which has the lowest OV concentration among the tested supports (

6 .

 6 The Ni/DOE0, 3, 5, 6 catalysts have been reduced at 600 °C before the characterization and the calcined NiO/DOE0 sample is shown as comparison with the reduced counterpart. This sample lacks the contribution below 853 eV attributable to metallic Ni and shows the peaks of NiO [137]. The wide peak around 856-855 eV is present for all catalyst and it probably results from the contributions of Ni 2+ (854-5 eV) and Ni 3+ (856-856.7 eV) species linked with vacancies and defects at the metal/CeO2 interface where mixed oxides are formed, and with surface passivation [156]. Such oxidation state of Ni agrees with the XRD analysis discussed earlier which reveals traces of amorphous NiO in the reduced catalysts, probably due to a partial reoxidation at the surface of the nickel particles or at the interface with the support. The presence of NiO on the surface of the metal nanoparticle was also revealed by TEM in Figure 3.22 for the case of Ni/DOE6, which indeed shows a large contribution of the Ni 2+ peak in the XPS spectrum in Figure 3.23a. It is also possible that the metal partially oxidises due to adsorbed species on the surface as water Ni(OOH) and carbonates [156]. Nonetheless, there is yet no agreement in literature regarding the binding energy of such Ni compounds and the attribution of this peak can be proposed according to the position of highest intensity [157]. However, once the Ni/DOE catalysts are reduced, the contributions of metallic Ni 0 clearly appears in the Ni2p components and the amount of Ni 0 on the surface of the catalyst changes for the four samples ranging from 23.4 % for Ni/DOE5 to 14.9% for Ni/DOE0 (Table 3.6).

Figure 3 . 24 :

 324 Figure 3.24: Raman spectra of the Ni/DOE0, 3, 5, 6 catalysts.
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 39424 A factorial design study of the morphology of cerium oxide supports and the impact on Ni catalysts physicochemical The F2g mode red-shift is linked with a variation of the Ce-O bond, furthermore, the band centred around 575 cm -1 enclosed the contributions of oxygen vacancies (D) as well as cation substitution, leading to an increase in the intensity of such peak [158] and of ID/IF2g ratio (Table3.6) for the Ni/CeO2 samples compared to CeO2. 3 repetitions were performed with a standard deviation ± 0.04. Despite the different order of magnitude of ID/IF2g, the ranking of defects concentration for the four samples according to this ratio remains unvaried compared to the support with Ni/DOE5>Ni/DOE0>Ni/DOE3>Ni/DOE6. The band around 1100 cm -1 of the second longitudinal optical mode (LO) for CeO2 appears very widened due to the introduction of the components linked with Ni [158].

Figure 3 . 25 :

 325 Figure 3.25: H2-TPR curves of samples a) Ni/DOE 0, 3, 5, 6 and CeO2 DOE0; and b) Ni/DOE1, 2, 4, 7, 8.
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 3 A factorial design study of the morphology of cerium oxide supports and the impact on Ni catalysts physicochemical properties 95 explained in the previous section. The NiO particles are fully reduced to metallic Ni at 600 °C, this is a good choice of reduction temperature as used for catalyst preparation.The fitting of the TPR curves (reported for the case of Ni/DOE0, 3, 5, and 6 in Figure3.25a) highlights three main regions centred around 260 (I), 400 (II) and above 450 °C (III). One or two peaks might contribute to the same region (e.g., Ia and Ib of Ni/DOE0, 3, 5 in Figure3.25a), the exact position and area of each peak varies depending on the sample. The first peak is linked with readily reducible NiO species exposed on the catalyst surface. A shift to lower temperature and larger area of this region (Table3.7) is related with a lower Ni crystallite size measured by XRD, therefore probably to an enhanced metal distribution on the CeO2 support, as is the case of Ni/DOE0, 1, and 2, whose Ni crystallite size is below 20 nm. On the contrary, the TPR curves of Ni/DOE6 and 8 samples show a complete shift of the first reduction peak to higher temperatures (305 and 297 °C, respectively), indicating a lack of easily reducible species on the surface. In addition, only a few samples have a small peak appearing below 250 °C. In literature this is assigned to the reduction of weakly adsorbed surface oxygen such as -OH or O2 species[114]. In the range 300-450 °C (II) the most significant hydrogen consumption is observed for all samples. Generally, this is considered the reduction of NiO moderately interacting with CeO2 and Ni-O-Ce solid solution at higher temperatures[114]. The last peak above 450 °C (III) can be interpreted as the reduction of CeO2 in strong interaction with Ni at the interface[114]. Indeed, it can be observed in Figure3.25a that the last peak of the TPR curve of DOE0 (above 500 °C) shifts to lower temperatures with the addition of nickel in the Ni/DOE0 sample. The area below the H2-TPR curve in the regions II and III of Ni/DOE0 is lower compared to other samples, leading to the lowest H2 consumption (2.46 mmol/g). However, this sample shows an improved low temperature reducibility (region I). This different behaviour of Ni/DOE0 could be linked to different strength of interaction between Ni and CeO2 probably due to the morphology of the support (nanoneedle) and formation of surface defects. Regions II and III in Ni/DOE6, 7, and 8 appear shifted to higher reduction temperatures, pointing, in the case of Ni/DOE6 and 8, to overall lower reducibility. The support of Ni/DOE6 possesses the lowest OSC and poorer non-stoichiometric behaviour among the studied materials, which probably decreases the reducibility of the catalyst.

  26). According to literature, the desorption peaks at low temperature of 80-200 °C can be ascribed to weak basic sites formed by surface Bronsted hydroxyl (OH) groups [110]. The peaks at temperatures higher than 400 °C are attributed to high strength basic sites, which are typically Lewis basic sites of O2 - anions [110] Finally, the medium strength basic sites, which are the most interesting for CO2 methanation reaction, are considered to range between 200 and 400 °C (highlighted in Figure 3.25). This moderate basicity is generally provided by acid-base Ce 4+ or Ce 3+ -O 2-pairs and allows optimal adsorption of the CO2 available for the reaction [110]. The percentage of the area integrated below the curve in 200-400 °C range is reported in

Figure 3 . 26 :

 326 Figure 3.26: CO2-TPD curves of samples a) Ni/DOE 0, 3, 5, 6 and CeO2 DOE0; and b) Ni/DOE1, 2, 4, 7, 8.

Figure 3 . 27 :

 327 Figure 3.27: FTIR spectra of samples Ni/DOE0, 3, 5, 6.

(

  reaction time at each condition) at three temperatures 250, 300, 350 °C. The trend of power consumption over time for the three conditions is shown in Figure4.1a with the same steps: 100 % power requirement in the first 5 minutes to reach the set temperature, and a decrease (more or less abrupt depending on the oven temperature) to a stable lower power stage that is maintained over time. The average values of the power over 30 minutes is reported in Figure4.1b in comparison with the linearization obtained from two points: 1050 °C considered as 100 % power requirement (therefore 1242 W), and room temperature 20 °C with 0% power consumption (0 W). The averaged power necessary to heat the furnace at 300 and 350 °C (289 and 312 W, respectively) is much lower than the expected one and was used for the efficiency calculation according to eq. (2.12). a) b)

Figure 4 . 1 :

 41 Figure 4.1: measurement of furnace power a) over 30 minutes time and b) as a function of set temperature.
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 4 Plasma-assisted and thermal CO2 methanation over Ni/CeO2 catalysts: influence of physicochemical properties 102 displaying low selectivity for CH4 and favouring, despite the low CO2 conversion, the production of

Figure 4 . 2 :Figure 4 . 3 :

 4243 Figure 4.2: a) power as a function of the applied voltage b) CO2 conversion and c) CH4 selectivity results of plasma-assisted CO2 methanation tests with the Ni/DOE0-8 catalysts as a function of injected power. H2/CO2 = 4, WHSV 30000 mL/hgcat.

Figure 4 .Figure 4 . 4 :

 444 Figure 4.4: a) Reactor temperature as a function of injected power. b) CO2 conversion as a function of reactor temperature during plasma-assisted CO2 methanation tests with the Ni/DOE0-8 catalysts as a function of injected power. H2/CO2 = 4, WHSV 30000 mL/hgcat.

Figure 4 . 5 :

 45 Figure 4.5: a) Power as a function of the applied voltage b) Lissajous figures at 23 kVp-p applied voltage c) CO2 conversion and d) CH4 and CO selectivity results of plasma-assisted CO2 methanation tests performed with the empty reactor and with commercial CeO2 and Al2O3, and DOE0 supports as a function of injected power. H2/CO2 = 4, WHSV 30000 mL/hgcat.
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 443346 Figure 4.6: a) CO2 conversion and b) CH4 selectivity results of thermal CO2 methanation tests with the Ni/DOE0-8 catalysts as a function of temperature. H2/CO2 = 4, WHSV 30000 mL/hgcat. The equilibrium curve is added in dashed line.

Figure 4 . 7 :

 47 Figure 4.7: 3D plots of a) efficiency of plasma-assisted CO2 methanation 30.9 ± 3.8 W and b) thermal CO2 conversion at 300 °C as a function of physicochemical properties surface area and amount of medium strength basic sites.

Figure 4 .Figure 4 . 8 :

 448 Figure 4.8: Contour plots of a) efficiency of plasma-assisted CO2 methanation at 30.9 ± 3.8 W and b) thermal CO2 conversion at 300 °C as a function of hydrothermal synthesis parameters NaOH concentration and temperature.

around 3 .

 3 5 pF (Ni/DOE5 and 6) the increase of intermediate strength basic sites has a positive effect on the activity: efficiency improves from 15 to 26 % and the CO2 conversion at 31 W from 80 to 45 % for Ni/DOE5 and 6, respectively. Therefore, an efficient Ni/CeO2 catalyst for plasma-assisted methanation must possess the intersection of properties of low dielectric permittivity and good surface basicity for interaction with CO2.

Figure 4 . 10 :

 410 Figure 4.10: 3D plots of efficiency of plasma-assisted CO2 methanation at 30.9 ± 3.8 W as a function of catalyst properties Creactor and amount of medium strength basic sites.

Chapter 4 : 8 % (Figure 4 .

 484 Plasma-assisted and thermal CO2 methanation over Ni/CeO2 catalysts: influence of physicochemical properties 117 then stabilizes with ± 1.6 W fluctuations at 46, 48 and 50 W for Ni/DOE0, 5, and 6, respectively. As expected, with Ni/DOE6 catalyst the lowest conversion is achieved both in thermal and plasma reactions. In plasma the conversion decreases between 30 minutes and 10 hours from 29.4 to 25.11c). In the thermochemical reaction at 350 °C the conversion with Ni/DOE6 increases from 25 to more than 60 % from 0.5 to 1 h, which is then maintained from 1 to 10 hours with adequate selectivity above 90 % (Figure4.11f). In the plasma-assisted 10 hours reaction Ni/DOE6 also shows lower selectivity at around 70 % compared to the thermal experiment with the same catalyst and results obtained with Ni/DOE0 and 5. Ni/DOE0 has similar activity in plasma-assisted and thermal CO2 methanation with conversion close to 80 %, which is comparable within the error to the previous results reported in Figure4.2 and Figure 4.6. Ni/DOE0 catalyst seems to be more stable in the thermal reaction than Ni/DOE5, which decreases 5 % in conversion. Generally, the Ni/CeO2 catalyst keep a stable activity at these conditions both in plasma and thermal CO2 methanation over 10 hours. a) Ni/DOE0 b) Ni/DOE5 c) Ni/DOE6 d) Ni/DOE0 e) Ni/DOE5 f) Ni/DOE6

Figure 4 . 11 :

 411 Figure 4.11: Stability tests over 10 h for Ni/DOE0, 5, and 6 of a)-c) plasma-assisted at 50 W and d)-f) thermal CO2 methanation performed at 350 °C. H2/CO2 = 4, WHSV 30000 mL/hgcat.

Figure 4 . 12 :

 412 Figure 4.12: XRD diffraction patterns of the Ni/DOE catalysts after a) plasma exposure and b) thermal reaction. The cubes indicate the peaks of the Ni phase.

  For the needles supported catalyst (Ni/DOE0) a redistribution of the ceria and nickel phases occurs during the reaction with a decrease above 35 % of the CeO2 crystallite size and a diminution of 3 nm for the Ni phase. It was shown in previous publications that plasma pre-treatment can improve Ni dispersion and catalyst activity in thermal methanation [173]. Also, for Ni/DOE2 after plasma exposure a shrinking of Ni and CeO2 are observed of 30 % and 13 %, respectively. Instead, CeO2 and Ni crystallite sizes of Ni/DOE1 increase. Ceria crystallites grow of 28 % and 14 % and Ni crystallite size increases from 13.7 nm to 23.4 and 21.8 nm after plasma and thermal reactions, respectively. The cerianite and Ni phases of the other catalysts are not greatly affected by the plasma exposure. Sample Ni/DOE5 undergoes an important size variation after the thermal reaction, with Ni crystallite shrinking from 29.2 to 17.3 nm, which does not occur under plasma exposure. The Ni and CeO2 crystallite sizes of Ni/DOE6 are not affected in both cases. This reorganization of the crystallites of nickel and ceria could be linked to the more intense activity of these samples or to a variation in morphology. It was also already mentioned that the <011> facet that characterizes DOE0 and 5 supports is a reactive surface, which makes these nanostructures not completely stable and therefore more prone to size variation, compared to the catalysts supported on DOE3, which has <100> facet exposed, which is very stable. a) Ni/DOE0 plasma e) Ni/DOE0 plasma b) Ni/DOE3 plasma f) Ni/DOE3 plasma c) Ni/DOE5 plasma g) Ni/DOE5 plasma d) Ni/DOE6 plasma h) Ni/DOE6 plasma

Figure 4 . 13 : 121 Figure 4 . 14 :

 413121414 Figure 4.13: SEM micrographs and TEM images of a),e) Ni/DOE0, b),f) Ni/DOE3, c),g) Ni/DOE5, d),h) Ni/DOE6 after plasma reaction.

Figure 4 . 15 :

 415 Figure 4.15: (a) HAADF-STEM image of Ni/DOE0 plasma. (b), (c) and (d) shows EDX mapping corresponding to Ce, Ni and O indicating Ni is distributed uniformly across whole sample.

Figure 4 . 16 :Chapter 4 :

 4164 Figure 4.16: (a) HRTEM image of Ni/DOE5 plasma and (b) its corresponding IFFT image considering only the FFT spots of Ni and NiO showing locations where Ni/NiO are present in (a). (c) HRTEM image of a Ni particle of Ni/DOE6 plasma, (b) and (c) FFT images of the regions marked by yellow and red square in (a) showing the presence of Ni and NiO diffraction patterns, respectively.

  ) and O1s (Figure4.18) regions of the Ni/DOE0, 3, 5, 6 catalysts analysed before reaction are studied also after plasma-assisted and thermal methanation.

Table 4 . 4 :

 44 Results of XPS of Ni/DOE0, 3, 5, 6 after plasma exposure.

Figure 4 .

 4 Figure 4.17: a) Ni2p XPS spectra of catalysts Ni/DOE0, 3, 5, 6 before and after plasma-assisted and thermal methanation reaction. b) C1s XPS spectra of Ni/DOE0 reduced, after plasma exposure, and after thermal methanation.

4 ,

 4 especially for the Ni/DOE5 sample. This might be linked with the Ni particles shrinking and redistributing, as is the case of Ni/DOE0 plasma and Ni/DOE5 thermal, leading to an increase of Ni 2+ (NiO) contributions in the Ni2p spectrum and the decrease of Ni 0 as the increased surface of the Ni particles passivates. The presence of Ni 2+ agrees with the NiO on the surface of the metal particles seen in TEM (in Figure 4.16), probably due to a partial reoxidation at the surface of the dispersed nickel, however the contribution of this oxidation state of nickel decreases after plasma exposure for all catalysts. The environment and oxidation state of Ni changes after assisting the methanation reaction (both in thermal and plasma) and it is likely that reaction intermediates are linked with the Ni 2+ species. An upward shift of the Ni 0 peak is observed mainly for Ni/DOE0 after use (centred at 852.6 and 853.1 eV) could be due to an enhancement of Ni-CeO2 interaction [155,174] and to the change in the chemical environment of the metallic Ni after contributing to the methanation catalytic reaction [175]. In fact, the C1s region in Figure 4.17b compares the spectra of Ni/DOE0 before and after methanation and shows the increase, especially after plasma, of the shoulder at lower binding energy of the main peak attributed to adventitious C [138], which has been linked in literature to

Figure 4 . 18 :

 418 Figure 4.18: O1s XPS spectra of catalysts Ni/DOE0, 3, 5, 6 after plasma-assisted and thermal methanation reaction.

Figure 4 .

 4 Figure 4.19 in the range 1800-800 cm -1 and 3000-2800 cm -1 for the post plasma and thermal Ni/DOE0, 3, 5, and 6 samples.

Figure 4 . 19 :

 419 Figure 4.19: FTIR spectra of catalysts after plasma and thermal reaction.

3 . 5 to

 35 polydentate carbonates [114], which characterises the strongly basic Ni/DOE6 sample also post methanation (which does not vary significantly compared to the reduced one). It points to an increase of tightly bound carbonates on the surface of Ni/DOE5 after the catalytic reactions. The presence of different species deriving from the adsorption of CO2 on the catalyst surface and the reaction happening at these sites is shown also by TPD-MS experiments, following mass 44 in relation to CO2 species released, carried out on the Ni/DOE0, 3, 5, 6 catalysts after the plasmaassisted methanation and as comparison on the reduced (Figure 4.20). All samples present a first peak at around 200 °C probably linked to the weak physiosorbed CO2. The CO2 desorption curve of the reduced Ni/DOE0 also has a second peak at 325 °C that is related to the medium strength basicity properties of this catalyst (see the CO2-TPD in Figure 3.26), carbonates and hydrogen carbonates are adsorbed from air and bound with intermediate strength on the surface, therefore being decomposed and leaving the surface at higher temperatures. The Ni/DOE0 samples after plasma and thermal reaction have different profiles of CO2 desorption. Ni/DOE0 thermal shows a more intense signal compared to the reduced Ni/DOE0 sample, but the peaks are positioned at similar temperatures, suggesting that similar adsorbed species are present in both cases. However, the second peak at a higher temperature is wider, probably linked to different species attached with Chapter 4: Plasma-assisted and thermal CO2 methanation over Ni/CeO2 catalysts: influence of physicochemical properties 127 increasing strength to the surface (hydrogen carbonates<bidentate carbonates and formates) [180]. The Ni/DOE0 plasma curve maintains the first peak at 200 °C but the second peak is shifted to higher temperature above 350 °C, possibly due to the degradation of formates on the surface that are more thermally stable compounds and whose presence is shown by FTIR (Figure 4.19) [180]. The species that decompose at lower temperature (325 °C) are less present after plasma exposure, in fact this curve shows a valley at the temperature at which the curve of Ni/DOE0 has a peak. Ni/DOE5 TPD-MS curve after plasma shows a second peak above 400 °C, therefore linked to more strongly bound C-containing molecules, which could point to the polydentate species seen in the FTIR spectrum (Figure 4.19) [180]. Ni/DOE6 has the smallest CO2 desorption after plasma-assisted methanation among these samples, as expected by the low amount of basic sites and small surface area (see Table

Figure 4 . 20 :

 420 Figure 4.20: TPD-MS of Ni/DOE0 before and after plasma and thermal reaction, and of Ni/DOE3, 5 and 6 after plasma.

Figure 5 . 1 :

 51 Figure 5.1: Experimental DBD set-up for the electrical diagnostics.

5. 2 .

 2 For a packed bed DBD reactor, the measured Q-V plot is almond shaped with sharp apexes at maximum and minimum voltage, and it can be approximated to a parallelogram to better designate the observed parameters of the figure (as drawn in Figure2.6)[140]. Starting from the minimum voltage and charge point, the charge increases linearly until the breakdown voltage is reached ("plasma off" part), at this voltage the filaments start igniting in the packed reactor ("plasma on").

  plasma expansion through the gap is gradual, the Q-V graph does not resemble a parallelogram, especially in the case of the packed bed reactor [142]. The voltage further increases until the maximum peak is reached, the voltage then decreases, and the same behaviour is observed in the positive part of the voltage period.

Figure 5 . 2 :

 52 Figure 5.2: Ideal shape of a Lissajous Q-V plot for a DBD reactor.

  in the signal, corresponding to a charge step, translates to a peak in the first derivative. The most prominent peaks of the derivative of Q are found using threshold parameters that depend on the experiment conditions. The position (tstep) and width (Ut) of each peak is calculated with this function and then used to quantify the charge transferred in each step △Qstep as the difference in the Q signal in the interval [tstep-Ut, tstep+Ut]. An example of peaks detection and Qstep is shown in Figure 5.3.

Figure 5 . 3 :

 53 Figure 5.3: Example of the analysis performed on the measured charge signal (in red) and its first derivative (in blue) for Ni/DOE0 packing at 25.3 kVp-p over 1 period. The charge steps position tstep and width %t detected by the developed analysis are shown by the symbols.

5 . 3 . Results and discussion 5 . 3 . 1 .

 53531 electrode before Cext. It was connected to the Le Croy WaveSurfer oscilloscope using the low impedance 50 MW load. The acquisition of the current peaks (I) was performed using the built-in envelope function of the oscilloscope over 1000 sweeps. The function records only the extremes in maximum and minimum of the signal, making the current peaks measurement more significant and avoid the comparison of a single shot of the current peaks configuration over one acquisition. The current envelope was measured over ∼2.5 periods with 5 GS/s sampling rate, maintaining the same y-axis scale in order to avoid saturation and different values of the envelope. One period of the current envelope was then plotted and used for comparison between the different configuration of the DBD reactor in the study. Lissajous shape analysis and dielectric properties The shape of Lissajous figures was briefly discussed in the previous chapter in relation with the behaviour of the Ni/DOE catalysts in plasma. It can be observed in Figure 5.4 and Figure 5.5 that the differences among the area and shape of Lissajous figures with different packing materials is less evident than what was observed in the graphs reported in Figure 4.3 and Figure 4.5b. It should be noted that the mode of acquisition and the set-up were modified between these experiments, as presented in section 5.2. In fact, the Q and V signals were averaged over 100 acquisitions and a

Figure 5 .Figure 5 . 4 :Figure 5 . 5 :

 55455 Figure 5.4a and b report the Lissajous figure at 25.4 and 27.7 kVp-p, respectively. Qualitatively, the shape of the Q-V cycles of the empty reactor and with alumina packing are similar, while the Lissajous graph of the case with CeO2 DOE0 packing is narrower with an accentuated almond shape, especially in the case at higher voltage and power in Figure 5.4b. Such comparison agrees with the analysis and discussion in section 4.3.2, which links this behaviour to the low dielectric permittivity of alumina compared to ceria.

Figure 5 . 6 :

 56 Figure 5.6: Example of measured Lissajous Q-V cycle for Ni/DOE0 packing at 25.3 kVp-p layered with the linearization obtained from the calculations perfromed with MATLAB.

  Such analysis carried out over more than 100 periods gives a picture of what is the distribution of charge transferred by the several discharge events occurring and at what time over one period the events mostly occur. Such steps can be appreciated typically due to the small HV electrode area that allows to separate the contribution of individual filamentary events per discharge cycle [140]. It should be noted that it is not possible to link each charge step to one filament, as different discharge mechanisms can coexist in a DBD reactor and several charge transfer events might be ignited simultaneously adding up to the same step being recorded on the Q signal [127]. The average △Qstep (in Table 5.2) is measured to lay in the range of 4-10 nC, which corresponds to the charge transferred in several filaments, expected to be per micro-discharge filament 0.1-1 nC [186,187]. Such mechanism has been named "collective effect" and relies on the triggering of several filaments from one filament breakdown [127]. Furthermore, the steep part of each Q step would correspond to a current peak [140]. The sum of the charge steps △Qstep normalized by the number of periods Qtotal is expected to be equivalent to Qhalf-cycle.

Figure 5 . 7 :

 57 Figure 5.7: Charge steps histograms obtained during the experiments with the DBD reactor packed with a),d) Al2O3 and b),e) CeO2 DOE0 supports and with the c),f) empty DBD reactor at a-c) 25.4 ± 0.2 kVp-p and df) 27.7 ± 0.3 kVp-p.

Figure 5 . 8 :

 58 Figure 5.8: Charge steps histograms obtained during the experiments with the DBD reactor packed with the catalysts a),e) Ni/DOE0, b),f) Ni/DOE3, c),g) Ni/DOE5, d), h) Ni/DOE6 at a)-d) 25.4 ± 0.2 kVp-p and e)-h) 27.7 ± 0.3 kVp-p.

Figure 5 . 9 :

 59 Figure 5.9: Charge steps histograms obtained during the experiments with the DBD reactor packed with Ni/DOE0, 3, 5, and 6 at 27.7 ± 0.3 kVp-p over charge interval 0-200 nC.

Figure 5 . 10 :Figure 5 . 11 :

 510511 Figure 5.10: Example of measured V and Q signals and the current envelope over 2.5 periods during the experiment with Ni/DOE0 catalyst at 25.3 kVp-p, power 15 W.

Figure 5 . 12 :

 512 Figure 5.12: Current envelopes over 1 period obtained during the experiments with the DBD reactor packed with a),e) Ni/DOE0, b),f) Ni/DOE3, c),g) Ni/DOE5, d), h) Ni/DOE6 at a)-d) 25.4 ± 0.2 kVp-p and e)-h) 27.7 ± 0.3 kVp-p.

Figure 5 . 13 :

 513 Figure 5.13: Close-up in the 1-2.5 10 -5 s range of the current envelopes obtained during the experiments with the DBD reactor packed with Ni/DOE0, 3, 5, 6 catalysts at 27.7 ± 0.3 kVp-p.

Figure 5 . 14 :

 514 Figure 5.14: Example of measured Lissajous Q-V cycle for Ni/DOE0 at 25.3 kVp-p layered with the linearization of the plasma "off" part obtained from the current envelope analysis.

5. 3 . 1 ,

 31 however they maintain roughly the same ranking among the experiments with different packig materials. A lower Vignition could be linked with more facile breakdown, which has been related with the dielectric properties of the packing, surface charging and local electric field enhancement [182,188].

3 . 2 ,Figure 5 . 15 :

 32515 Figure 5.15: Current envelope layered with the charge transfer events time histogram and the charge signal over 1 period. The experiments were performed with a), b) empty DBD reactor and packed with c), d) Ni/DOE0 catalyst at a), c) 25.4 ± 0.2 kVp-p and b), d) 27.7 ± 0.3 kVp-p.

Chapter 6 :

 6 Proposed reaction mechanism of plasma-assisted and thermal CO2 methanation with Ni/CeO2 nanoneedles catalyst via operando studies 152 mechanism and highlight difference in the activation mechanism in thermal and plasma-assisted CO2 methanation. The application of the FTIR operando technique to plasma catalysis has been

Figure 6 . 1 :

 61 Figure 6.1: a) scheme of the operando DBD FTIR cell reproduced from [198]; b) a photograph of the operando DBD reactor while plasma is ignited.

Chapter 6 : 6 . 3 . Results and discussion 6 . 3 . 1 .

 663631 Proposed reaction mechanism of plasma-assisted and thermal CO2 methanation with Ni/CeO2 nanoneedles catalyst via operando studies 154 carried out at atmospheric pressure. The gas mixture is controlled by mass flow controllers and the exhaust gasses are analysed by a quadrupole MS (Pfeiffer Omnistar). The catalyst was activated in 5%H2/Ar at 300 °C 3 °C/min for 2 hours. After this step, the reaction mixture of 2 cc/min CO2, 8 cc/min H2, and 10 cc/min Ar was introduced, and the temperature maintained at 300 °C during the methanation reaction. DBD plasma operando studyThe overview of the FTIR spectra acquired during the plasma-assisted CO2 methanation reaction is presented in Figure6.2. The profiles in Figure6.2 were obtained by subtraction of the spectrum just before the ignition of the plasma from each line in order to achieve a mostly linear horizontal baseline and assess the development during the plasma reaction[198]. The view of the full spectra presents immediately the critical points of working with pellets of such materials that are prone to breaking and due to the thickness and dark colour absorb light, resulting in a noisy signal above 3000 cm -1 and below 800 cm -1 , which are regions of interest for carbonate species and potential identification of methanation intermediates (C-H bonds). In the full spectrum of the last point (25 mins) in the inset in Figure6.2, the peaks relative to gas phase CO2 (peak around 2350 cm -1 , which saturates) and CO are clearly shown (2200-2000 cm -1 range)[195]. The CO contributions appear after a few minutes of plasma ignition and might be due to CO2 splitting occurring in the plasma or RWGS occurring. The main methane gas phase peaks around 3000 cm-1 [195] were not detected in the spectra, probably due to the noisy signal in this region.

Figure 6 . 2 :

 62 Figure 6.2: FTIR subtracted spectra in the 3200-680 cm -1 range over 25 minutes time of plasma-assisted CO2methanation reaction with a break between 2400-2300 cm -1 . An example of the full spectrum is shown in the inset.

  Vayssilov et al., Lin et al., Pozdyakoka et al., and Pan et al. [160,180,202,203]. The several peaks of the same species are reported with the same symbol in Figure 6.3. The most prominent peaks are situated at 1570 and 1350 cm -1 , they increase with time and are assigned to formates (together with the !('()) vibration at 1000 cm -1 ) [160]. The main peaks show several contributions and shoulders.The peaks at 1610 and 1200 cm -1 decrease in prominence over time, together with the shoulder around 1390 cm -1 , which suggests that they are consumed during the reaction, these are assigned to adsorbed hydrogen carbonate (HCO3)[160,180].
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 6636 Figure 6.3: Time evolution of FTIR spectra in the a) 2000-800 and b) 3200-2400 cm -1 regions during the plasma-assisted CO2 methanation reaction. Peak assignation is shown by symbols, the arrows indicate the suggested growth trends. The inset in b) shows the baseline subtracted last spectrum.

Figure 6 . 4 :

 64 Figure 6.4: MS signals of H2, CH4, CO, and CO2 over time during the operando plasma-assisted CO2 methanation experiment.

Figure 6 .Figure 6 . 5 :

 665 Figure 6.1b, are obtained. Furthermore, the power injected in the system for ignition and measured via Lissajous cycle area calculation is one order of magnitude lower compared to the one previously reported. This difference could be due to the very different geometry and arrangement of the DBD set-up as well as thanks to the presence of Ar in the reaction mixture during the operando plasmaassisted methanation experiment, which is easier to ionize and allows to drop the breakdown voltage[206]. The first tested condition results in an almost negligible power, therefore it can be explained why no methane production is detected at this stage. With larger power (2.4 W) methane production seems to be triggered.

Figure 6 Figure 6 . 6 :

 666 Figure 6.7b).

Chapter 6 :Figure 6 . 7 :

 667 Figure 6.7: Time evolution of FTIR spectra in the a) 2200-950 and b) 3000-2700 cm -1 regions during the thermal CO2 methanation reaction. Line assignation is shown by symbols, the arrows indicate the suggested growth trends.
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 6 Proposed reaction mechanism of plasma-assisted and thermal CO2 methanation with Ni/CeO2 nanoneedles catalyst via operando studies 163

Figure 6 .Figure 6 . 8 :

 668 Figure 6.8: a) MS signals of H2, CH4, CO, and CO2 and b) peak intensity of CH4, CO, and CO2 in the gas phase FTIR spectra over 15 minutes thermal CO2 methanation reaction time.

  whose parameters were selected by DOE factorial analysis. The varying morphology affects the physicochemical properties and defective nature of cerium oxide supports and Ni/CeO2 catalysts.The temperature of the hydrothermal treatment and the NaOH concentration of the solution used for the synthesis have the most significant impact on the growth (quantified by XRD with the crystallite size) and surface reactivity of the ceria materials. Additionally, under increasing temperature, NaOH concentration, and time of synthesis reaction the morphology changes as nanorod > nanoneedle > nanocube > microrods+cubes. Each shape is linked with a preferential crystal plane exposed on the surface, which are <100> for cubes and <011> for the anisotropic needles and rods structures. The stability and configuration of the exposed surface influence the tendency to form oxygen vacancies (linked with enriched Osurface and Ce 3+ on the surface shown by XPS), to interact with adsorbate molecules (surface basicity measured via CO2-TPD), and to facilitate redox reactions on its surface (OSC). The size also affects the surface defects, which increase on small particles, and the same trend is considered for surface area (measured by SBET). Moreover, the formation of interparticle pores between ceria structures of different shapes also affects the pore volume VP. Once the Ni phase is introduced, the characteristics of the support condition the metal dispersion, therefore the size of the Ni crystallite size, their tendency to be reduced (via H2-TPR), and the metal-support interaction.The physicochemical properties and surface redox properties of the Ni/CeO2 nanostructured catalysts affect the dielectric and conductivity behaviour, which are assessed via electrical characterization of the packed bed DBD reactor and are considered to be relevant when the material is subjected to the electric field and interaction with electrons and excited species. A larger dielectric permittivity of the packing material (represented by Creactor and Con) enhances surface polarisation and electric field, charge transfer, and affects the current peak distribution. Furthermore, having a material with interparticle macropores (large VP) might facilitate the discharge ignition. The electrical characterization suggests that the plasma is indeed affected by the catalyst and its physicochemical features, such as reducibility, MSI, VP, and surface defects, which might be involved in the conduction mechanisms.These Ni/CeO2 materials with different morphology were used for plasma-assisted CO2 methanation. Both physicochemical, such as surface area and basicity, and dielectric features of the catalysts were linked to the performance in CO2 methanation, quantified by CO2 conversion, CH4 selectivity, and energy efficiency. The conversion, selectivity, and stability obtained via plasma catalysis are comparable to the results in thermal catalysis above 300 °C but achieve an enhanced efficiency due to the lower power requirement for DBD plasma ignition compared to the conventional process. Small ceria crystallite size, large surface area, intermediate strength surface basicity, Ni dispersion, and good reducibility are found to be crucial for the catalytic performance of the Ni/CeO2 material, especially in the thermal process. It was established that a suitable catalyst for thermal methanation reaches a good conversion when used in the DBD reactor, but its efficiency depends also on the electrical behaviour of the catalyst in the plasma discharge. The most efficient catalysts of this study for plasma-assisted CO2 methanation were found to possess the previously mentioned properties in addition to low dielectric permittivity, good OSC, and the presence of OV on the ceria support, which are affected by the morphology. These findings indicate that the catalysts supported on nanorods and nanoneedles share such advantageous properties for plasmaassisted CO2 methanation. The reactivity of the surface of the catalysts, influenced by the morphology, affects the methanation reaction and the alterations that might occur to the catalyst due to plasma exposure, examined by the physicochemical characterization of the materials after use. It was shown for the nanoneedles catalyst that a certain degree of reorganization of the Ni/CeO2 structures occurs, with a decrease in crystallite size, an increase of Ni dispersion, and variation in the oxidation state of the Ni and Ce surface species due to the interaction with possible reaction intermediates. Therefore, the catalysts are also altered and possibly enhanced by contact with plasma. The bidirectional interaction between plasma-catalyst suggests a mechanism of synergy, which is enhanced by the morphology, redox properties, and surface defects of the material in contact with the discharge. Different reaction pathways are suggested for thermal and plasma-assisted CO2 methanation by the FTIR operando studies. In the plasma case, formates are found to be the main reaction intermediate, suggesting the formate route. CO2 and perhaps CO (from splitting) are adsorbed on the sites on the ceria surface, forming mono-and polydentate carbonates and hydrogen carbonates, which are progressively hydrogenated with H adsorbed on the Ni particles to formate, CHx, and finally methane. For the thermal reaction at 300 °C, the FTIR spectra evidence a combination of formate and CO pathways, with carbonyl considered as intermediates.Future steps in the development of materials for plasma catalysis, due to the relevance observed in this work of electrical behaviour of the catalyst to enhance efficiency, should include electrical and electrochemical characterization of the catalysts. Conductivity, dielectric permittivity, and polarisation and electric field at the surface, assessed by several techniques such as DC conductivity, cyclic voltammetry, impedance spectroscopy, and Mueller polarimetry, should be considered in the evaluation of the material together with the measurement of the thermal conductivity and the conventional physicochemical properties. It would be worth exploring new materials tailored for plasma catalysis with tuned conductivity and dielectric properties as well as cost-effective and possibly supported on macroporous structures as it might facilitate plasma ignition. Since optical spectroscopic plasma diagnostic techniques are difficult to applied coupled with catalysts, further implementation of such techniques to one-stage plasma catalysis reactors, together with the electrical characterization methods used in this work, is required to better characterize the discharge, e.g., to measure the gas temperature and species densities. The combination of these measured parameters could be the starting point of a plasma chemistry model to describe the most relevant reactions occurring and be able to design the most suitable catalyst to help such pathway, which should be verified by in-depth plasma operando studies. Such advancements in plasma catalysis and energy efficiency of these processes, together with novel reactor design to enhance heat transfer, are promising for future applications of this technology for the decarbonization of the energy sector.
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 2 Figure A1.2: a) power as a function of the applied voltage b) Lissajous figures of a Ni catalysts on commercial supports at 25 W, c) CO2 conversion and d) CH4 selectivity results of plasma-assisted CO2 methanation tests with the Ni catalysts supported on commercial CZ, CeO2 and Al2O3 as a function of injected power. H2/CO2 = 4, WHSV 30000 mL/hgcat.

4 W[Figure A1. 3 :Annex 2 :

 432 Figure A1.3: a) CO2 conversion and b) CH4 selectivity results of thermal CO2 methanation tests with the Ni catalysts supported on commercial CZ and CeO2 as a function of temperature. H2/CO2 = 4, WHSV 30000 mL/hgcat. The equilibrium curve is added in dashed line.

Figure A2. 1 :

 1 Figure A2.1: CO2 conversion during plasma-assisted CO2 methanation tests as a function of injected power of Ni/DOE0 calcined at 550 °C in air, reduced at 600 °C in 5%H2/Ar, and pre-treated in H2 plasma. H2/CO2 = 4, WHSV 30000 mL/hgcat.
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Table 1 . 1 :

 11 Energy densities of energy storage solutions as hydrogen, fuels, and battery a [15] b[START_REF] Gür | Carbon Dioxide Emissions, Capture, Storage and Utilization: Review of Materials, Processes and Technologies[END_REF] 

Table 1 . 2 :

 12 Power-to-X combined with CCU reactions[START_REF] Snoeckx | Plasma technology-a novel solution for CO2 conversion?[END_REF][START_REF] Barbaresi | Review on the Status of the Research on Power-to-Gas Experimental Activities[END_REF] Several reactions can be considered for Power-to-X and CCU applications, starting with simple CO2 splitting, that forms pure O2 and CO, the last one being used as feedstock for further transformation to hydrocarbons through Fischer-Tropsch process (eq. (1.7)). Other reactions involve H2 or Hcontaining molecules, some candidates are CH4 and H2O. These reactions occur thanks to the energy Fischer and Tropsch in 1928, but it has the drawback of being susceptible to soot formation. CO2+H2O reaction mimics photosynthesis, but among the options grouped in Table1.2 is the most novel and endothermic, leading to the greatest technical challenge at the moment. CO2

	Energy storage	Gravimetric energy	Volumetric energy
	solution	density, MJ/kg	density, MJ/m 3
	Hydrogen	141.7 a	12.7 a
	Methane (liquefied)	55.5 (55.2) a	39.8 (23625) a
	Methanol	23.0 a	18200 a
	Kerosene	43.0 a	35300 a
	Li-ion battery	0.5-0.8 b	1620 b

valorisation to both CH4 or CH3OH are valid options as they are thermodynamically favourable, and their products have direct applications as green synthetic fuels in current energy and heat production methods.

Table 1 .3: Comparison

 1 of ceria-supported catalysts used in thermal CO2 methanation.

				Conditions			Results			
	Catalyst composition	Synthesis technique	Gas mix	GHSV	p	T range	T (°C)	XCO2 (%)	SCH4 (%)	Comparisons	Ref.
	8.5%Ni/CeO2	Precipitation using cerium citrate	CO2 / H2 1:4 + 20% He	12000 h -1	atm.	250-500 °C	325	75	100	Activity with support CeO2>Al2O3	[81]
	10%Ni/CeO2	Hard templating for mesoporous CeO2	CO2 / H2 1:4 + 44% Ar	22000 mL g -1 h -1	atm.	260-340 °C	340 91.1 100	CO2 activation on both Ni and CeO2	[74]
		Calcination of									
	7.4-9.7% Ni/CeO2	Ce(NO3)3 Ni impregnation with different	1% CO2 / 65% H2 + He	29000 h -1	atm.	180-360 °C	250	100		Ni nitrate > Ni chloride	[73]
		precursors									
	5%Ni/CeO2	Calcination of Ce(NO3)3	CO2 / H2 1:4	36000 h -1	atm.	200-300 °C	300	70	100	Impact of different thermal treatments	[80]
	10%Ni/CeO2	Commercial ceria	CO2 / H2 1:4	10000 h -1	atm.	200-°C 550	300	90	100	Best activity with Al2O3, MgO CeO2 support > TiO2,	[75]
	10%Ni/CeO2 Nanoplates	Hydrothermal with urea	CO2 / H2 1:4 + 5% N2	6000 mL g -1 h -1	atm.	200-440 °C	300 84.1 100	Al2O3 CeO2 Nanoplates > commercial CeO2,	[64]
	5%Ni/CeO2 NC and NR	NaOH Hydrothermal	CO2 / H2 1:4 He + 50%	24000 h -1 mL g -1	atm.	200-°C 250	250	23	100	NRs>NCs	[62]
	Ni/CeO2 NC, NR, NO	NaOH Hydrothermal	CO2 / H2 1:4 N2 + 50%	80800 h -1 mL g -1	atm.	240-°C 320	320 74.1 >99	NRs>NCs>NOs on (110)<(100)<(111) CO2 activation energy	[63]
	3%Ru/CeO2 NC, NR, NP	NaOH Hydrothermal	CO2 / H2 1:4 Ar + 25%	360 h -1 mL g -1	atm.	100-°C 300	300	>90	100	NCs>NPs>NRs	[61]
	5%Ru/CeO2	Single-step flame spray pyrolysis	CO2 / H2 1:3 + 90% Ar	7640 h -1	atm.	250-°C 700	300	83	99	Best activity with Al2O3, ZnO support CeO2 > MnOx,	[79]
	3%Ru/CeO2	CeO2 nanocubes via hydrothermal	CO2 / H2 1:4 Ar + 25%	360 h -1 mL g -1	atm.	100-°C 325	250 92.7		OV as reactive site	[77]
	Ru0.05Ce0.95Ox	Combustion	CO2 / H2 1:4 + 57% Ar	10 mL/ min		350 °C	350	40	99	Relevance of degree of surface reduction	[82]
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 14 Comparison of ceria-containing catalysts used in plasma-assisted CO2 methanation.
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	Sample	NaOH concentration, M	Synthesis temperature, °C	Synthesis time, h
	DOE0	8	125	14.5
	DOE1	1	70	24
	DOE2	15	180	5
	DOE3	1	180	24
	DOE4	15	70	24
	DOE5	1	70	5
	DOE6	15	180	24
	DOE7	1	180	5
	DOE8	15	70	5
	2.1.4. Wet impregnation			
	The Ni catalysts were prepared following a conventional wet impregnation method. All DOE

1: CeO2 nano-structured materials prepared through hydrothermal synthesis: Experimental factors and levels considered in the design of experiments analysis.

supports were used for catalyst preparation with the addition of commercial supports such as CeO2 (nanopowder from Sigma-Aldrich), Al2O3 (Sasol) and Ce0.58Zr0.42O2 (Solvay), used as benchmarks for the catalytic tests. Nickel was loaded in the previously synthesized CeO2 supports from an aqueous solution of nickel nitrate hexahydrate (NiNO3)2•6H2O in MilliQ, containing 15 wt% Ni nominal load.
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 31 Overview of the synthesis parameters and physicochemical properties of the CeO2 supports of the DOE series.

	The physicochemical properties of the CeO2 supports analysed by XRD and N2 physisorption vary
	with the synthesis parameters (Table 3.1). The diffractograms confirm that the materials are
	composed of Fm-3m cerianite phase with the presence of peaks relative to hkl planes (111), (200),

(220), (311), (

222

), (400), (331), (420), and (422) (ICSD CeO2 88759) (Figure

3

.1). The intensity and width of the listed peaks are different for each sample, the first increases with harsher synthesis conditions while the latter decreases. The diffractograms of samples DOE2, 6, 7, and 8 reveal a double distribution, a very narrow and intense one overlapped with wider peaks of lower intensity,
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2: p-values of the linear model coefficients of the factorial design.
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: OSC study and surface characterisation of selected nanostructured support samples.
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	TEM	TGA	XPS	Raman
	Surface facet	Oxygen storage, µmol/g ±26 µmol/g		

.3. The facile and reversible modification from the stoichiometric CeO2 structure to a non-stoichiometric one CeO2-d (with 0<d<0.5) provides cerium oxide with high OSC [146]. This mechanism has been

Ce 3+ /(Ce 4+ +Ce 3+ ), %

  fast change of oxidation state of the cerium ions (Ce 4+ and Ce 3+

	linked to the					
					Osurf/(Olat +Osurf),	ID/IF2g
					%	
				±0.2 %	±0.2 %	±0.006
	DOE0	<011>	201	21.3	36.5	0.041
	DOE3	<100>	114	20.0	24.8	0.032
	DOE5	<011>	247	23.6	39.6	0.052
	DOE6		147	20.3	35.7	0.026

Table 3 .

 3 1) and its lattice parameter is comparable to the stoichiometric metal oxide 5.41 Å. The decrease of lattice parameter calculated for ceria after Ni incorporation could point to the formation of a CeO2-Ni 2+ solid solution as the radius of Ni 2+ is smaller than Ce ions and to a strong interaction between the Ni active phase and the CeO2 support[153]. Moreover, the presence of two CeO2 phases, one stoichiometric and one strained (which characterized the supports DOE2, 6, 7, 8), is not considered anymore with the exception of Ni/DOE2 and Ni/DOE6. These two samples reveal two cerianite phases with similar lattice parameters(5.42 

Å), one of which can be considered amorphous ceria because of the small crystallite size of 4.1 and 1.7 nm, respectively, and that are not reported in Table

3

.4. The larger lattice parameters calculated for both cerianite phases in Ni/DOE2 and 6 point to higher lattice strain and lower interaction between Ni and CeO2 in this case.

The Ni crystallite size follows a general parabolic trend in function of the support size, leading to ceria crystallites of intermediate size to be linked with the lowest Ni crystallite size of 15-20 nm and improved dispersion.
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 34 Physical properties of nanostructured Ni/CeO2 catalyst.

		XRD		N2 adsorption	
	Sample	CeO2 Crystallite	Ni Crystallite	SBET,	WP,	VP,
		size, nm	size, nm	m 2 /g	nm	cm 3 /g
	Ni/DOE0	17.5	17.8	44	7.0	0.21
	Ni/DOE1	8.4	13.7	39	6.1	0.10
	Ni/DOE2	22.7	16.0	23	23.6	0.12
	Ni/DOE3	15.1	22.2	33	6.1	0.10
	Ni/DOE4	11.0	21.2	51	11.7	0.19
	Ni/DOE5	10.5	29.2	70	6.7	0.21
	Ni/DOE6	35.6	30.0	8	7.0	0.05
	Ni/DOE7	17.2	15.2	52	8.7	0.23
	Ni/DOE8	35.8	22.4	16	29.0	0.12
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	calcination and reduction thermal treatments. The surface area changes linearly, generally
	decreasing by half, except for Ni/DOE6 and 8 which result in materials with the lowest SBET (8 and 16
	m 2 /g, respectively). The expected relationship between CeO2 crystallite size and SBET is inversely
	proportional [154], in fact this is the general trend for the Ni/DOE catalysts except for Ni/DOE1,
	which has the lowest size but an intermediate surface area (39 m 2 /g) as well as low pore volume
	and width, which could suggest that the Ni particles block the pores created between ceria
	structures. The largest surface area (70 m 2 /g) is achieved by the catalyst named Ni/DOE5, whose

.4. Compared to supports, all samples, with the exception of Ni/DOE6, preserve a type IVa isotherm, whereas Ni/DOE6 does not show any hysteresis (type II), hence is almost non-porous. The values of SBET and of N2 adsorption capacity, meaning the pore volume VP, decrease for all Ni/DOE catalysts compared to the previously obtained for the counterpart supports. The values of BET surface areas calculated from these isotherms point to considerable pore blockage occurring upon Ni incorporation and the support was characterised by the smallest structure with nanorod morphology. The largest total pore volume VP , which considers the micro-, meso-, and interparticle macroporosity, is obtained with catalysts Ni/DOE0, 5, and 7.
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 35 Results of particle size measured in TEM of Ni/DOE0, 3, 5, 6.

		TEM	
	Sample	CeO2 particle size,	Ni particle size,
		nm	nm
	Ni/DOE0	106 ± 33	34 ± 12
	Ni/DOE3	15 ± 8	11 ± 3
	Ni/DOE5	121 ± 116	36 ± 17
	Ni/DOE6	1883 ± 1264	NA
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 36 Results of XPS and Raman spectroscopy of Ni/DOE0, 3, 5, 6.
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			XPS		Raman
	Sample	Ce 3+ /(Ce 4+ +Ce 3+ ), %	Osurf/(Olat +Osurf), %	Ni 0 , %	ID/IF2g
	Ni/DOE0	19.3	35.3	14.9	0.16
	Ni/DOE3	18.7	37.7	17.6	0.15
	Ni/DOE5	16.6	41.4	23.4	0.39
	Ni/DOE6	19.4	38.2	15.8	0.10

.3), probably due to the chemisorption of O on the metal surface [155].
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 37 H2-TPR and CO2-TPD results of Ni/DOE0-8 catalysts.
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	Sample		TPR		TPD
		Consumed H2,	Low temperature H2	Desorbed CO2,	Medium strength
		mmol/g	consumption, mmol/g	mmol/g	basic sites, µmol/g
	DOE0	0.59	0.03 (5 %)	0.322	39 (12 %)
	Ni/DOE0	2.46	0.30 (11 %)	0.133	71 (53 %)
	Ni/DOE1	3.11	0.34 (11 %)	0.158	115 (73 %)
	Ni/DOE2	3.14	0.38 (12 %)	0.068	21 (32 %)
	Ni/DOE3	3.00	0.25 (9 %)	0.149	112 (75 %)
	Ni/DOE4	3.12	0.35 (11 %)	0.174	110 (64 %)
	Ni/DOE5	3.28	0.18 (5 %)	0.168	115 (69 %)
	Ni/DOE6	2.95	0.06 (2 %)	0.042	6 (14 %)
	Ni/DOE7	3.23	0.28 (9 %)	0.191	78 (41 %)
	Ni/DOE8	3.05	0.08 (3 %)	0.030	11 (38 %)

.7. The percentage of medium strength sites increases with the addition of nickel for the catalyst preparation. However, this amount varies according to the samples: Ni/DOE2, 6, 7, 8 have less than 50 % of intermediate basic sites. The CO2-TPD curves of these catalysts in fact show lower intensity in this region as reported in Figure 3.26. Once again, the lowest presence of medium strength basic sites can be linked to the poor OSC and low defects CeO2 surface of the support as it the case of Ni/DOE6. The highest intermediate basicity is achieved by Ni/DOE1, 3, and 5 with 75-69 %, which point to an enhanced activity of these catalysts for CO2 methanation.

  QCeO2 14.2 W/Km[164]) is taken into account in this calculation, the Tgap is 86 °C higher than Treactor, without considering the 15 %wt. portion of Ni, which has Q 7 times larger than ceria and should improve the heat removal. Such temperature shift was even lower according to the heat transfer simulation proposed by Wang et al. for a DBD reactor with a similar design as the one reported in this work[124]. According to their calculations, the temperature drop due to the dielectrics (quartz and alumina) and the catalyst is only 6 °C (at 21 W, 20 mL/min) and it reported to be almost negligible between the reactor surface and the catalyst bed[124].

	Chapter 4: Plasma-assisted and thermal CO2 methanation over Ni/CeO2 catalysts: influence of
	physicochemical properties
	oxide (
	106

Tgap and Treactor is large if only the gas, which has a low conductivity, (for simplicity H2 QH2 200 mW/Km) is considered, however, the heat flux is expected to improve by the presence of solid materials in the discharge gap

[162]

, as it the case of the packed bed DBD reactor. If the Q of cerium
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 4 .1 it was possible to appreciate the different activity of the Ni/DOE catalysts in plasma-assisted and thermal methanation. These variations in the catalyst behaviour can be linked with their physicochemical characteristics shown in 3.3.4 and 3.3.5, meaning crystallite size, textural properties, reducibility, and basicity. For both processes (plasma and thermal) it can be concluded that the catalysts possessing large Ni and CeO2 crystallite size, low surface area and lacking intermediate strength basic sites achieve a poor methanation yield. These features can be grouped as poor physicochemical properties for catalyst designed for the methanation reaction[170,171]. This is the case of samples Ni/DOE6 and 8, that have large Ni and CeO2 crystallite size (above 30 nm), the lowest SBET of the batch as well as low medium strength basicity. Ni/DOE2 and 7 also present low conversion in plasma due to the lesser amount of intermediate basic sites (32 and 41 %, respectively) and small surface area of Ni/DOE2 (23 m 2 /g).
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 42 Results obtained from CO2 methanation test in DBD plasma with power 30.9 ± 3.8 W.

  Chapter 4: Plasma-assisted and thermal CO2 methanation over Ni/CeO2 catalysts: influence of physicochemical properties 113 intermediate strength basic sites and surface area in Figure 4.7b. Ni/DOE1, 3, 4, and 5 that achieve conversion above 70 % at 300 °C all possess the best basicity properties (large CO2 desorption amount and fraction of intermediate strength basic sites of 64-75 %), and large surface area (especially Ni/DOE4 and 5 with 51 and 70 m 2 /g). For samples with similar SBET around 50 m 2 /g it can be observed a progressive increase of the CO2 conversion at 300 °C with improving medium strength basicity from 41 to 64 %. Ni/DOE0 is characterized by intermediate properties of SBET (44 m 2 /g) and amount of medium basic sites (53 %), which lead to the mild conversion at 300 °C. On the contrary, the materials that have the lowest surface area and lack the preferred basic sites, as Ni/DOE2, 6, 7, and 8, do not perform well as catalysts in thermal CO2 methanation, as discussed above. Ni/DOE6 and 8 achieve the lowest conversion among the catalysts of this series in thermal CO2 methanation with 8.8 and 7.3 % conversion at 300 °C, respectively.

					%
	Ni/DOE0 83.3 99.7 27.1	158	27.0
	Ni/DOE1 81.7 98.0 31.3	177	23.0
	Ni/DOE2 13.2 75.7 27.3	123	4.4
	Ni/DOE3 52.9 99.6 23.4	135	18.3
	Ni/DOE4 15.9 77.4 27.2	129	5.8
	Ni/DOE5 80.3 100	28.3	170	25.6
	Ni/DOE6 44.7 90.3 32.8	151	14.7
	Ni/DOE7 46.9 93.5 34.7	146	13.8
	Ni/DOE8 9.3	/	32.9	131	1.5
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 43 Crystallite size of cerianite and nickel phases of samples Ni/DOE after the plasma-assisted and thermal catalytic reaction. The percentual variation compared to the crystallite size of the reduced catalysts is reported in brackets.

	Sample	After plasma		After thermal
		CeO2 Crystallite	Ni Crystallite	CeO2 Crystallite	Ni Crystallite
		size, nm	size, nm	size, nm	size, nm
	Ni/DOE0 11.2 (-36 %)	14.7 (-17 %)	10.7 (-39 %)	14.4 (-19 %)
	Ni/DOE1 10.7 (28 %)	23.4 (71 %)	9.6 (14 %)	21.8 (59 %)
	Ni/DOE2 15.9 (-30 %)	14.0 (-13 %)	NA	NA
	Ni/DOE3 15.4 (2 %)	17.6 (-21 %)	14.9 (2 %)	17.7 (-20 %)
	Ni/DOE4 9.5 (-14 %)	21.9 (3 %)	9.0 (-18 %)	25.8 (22 %)
	Ni/DOE5 11.0 (5 %)	25.5 (-13 %)	7.4 (-29 %)	17.3 (-41 %)
	Ni/DOE6 33.6 (-6 %)	30.2 (1 %)	35.6 (-11 %)	31.6 (5 %)
	Ni/DOE7 17.2 (0 %)	13.7 (-10 %)	NA	NA
	Ni/DOE8 32.2 (-10 %)	18.6 (-17 %)	NA	NA

  CeO2 interface or to Ni compounds formed with water and CO2 such as Ni(OOH) and carbonates, which might increase after methanation [157]. The comparison of Ni/DOE0, 3, 5, 6

	the metal/					
	Sample After plasma			After thermal		
	Ce 3+ /(Ce 4+ +Ce 3+ ),	Osurf+OH2O/Otot	Ni 0 ,	Ce 3+ /(Ce 4+ +Ce 3+ ),	Osurf+OH2O/Otot	Ni 0 ,
	%	%	%	%	%	%
	Ni/DOE0 17.3	29.8 + 9.8	9.2	17.3	39.8 + 1.7	9.9
	Ni/DOE3 19.6	47.2 + 11.4	12.2	20.4	39.9 + 2.1	11.1
	Ni/DOE5 18.4	50.1 + 13.9	8.9	21.4	42.0 + 1.9	16.4
	Ni/DOE6 15.7	41.7 + 10.4	13.8	17.6	36.8 + 8.8	11.5

.23a) of the corresponding reduced catalysts are reported in black dashed lines as comparison with the used catalysts. The wide peak around 856 eV is present for all catalysts, both before and after catalytic reaction. As discussed in chapter 3, it is probably linked with Ni oxidation states +2 and +3, therefore to species related to defects in the Ni framework or at
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 51 Overview of the CO2 conversion and the results obtained from the analysis of the Lissajous figure at the two voltage conditions (25.4 ± 0.2 and 27.7 ± 0.3 kVp-p) and with different packing materials.

	Sample	R OP > , %	Power, W	Creactor, pF ±0.2	Con, pF ±0.04	Vgap, kV ±0.4	Qhalf-cycle, nC ±10	Q0, nC ±2
	Empty	7.9 11.7	16 34	1.3 1.3	10.12 15.60	5.1 6.5		63 105
	Al2O3	7.1 10.5	18 35	1.4 1.4	10.94 15.82	6.5 6.5		55 105
	DOE0	0.4	18	1.8	14.48	6.7		80
	CeO2	3.5	29	2.7	17.21	7.0		86
	Ni/DOE0	9.4 80.9	15 27	2.4 2.5	10.85 12.88	5.7 6.1		49 66
	Ni/DOE3	12.8 78.1	17 31	2.1 2.3	11.12 15.05	5.8 6.5		52 84
	Ni/DOE5	12.8 79.8	15 29	2.4 2.7	10.54 14.49	5.5 6.2		47 76
	Ni/DOE6	5.2 59.3	16 31	2.2 2.8	10.63 16.25	5.7 7.2		50
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 52 Overview of the results obtained from the statistical analysis of the charge transfer events at the two voltage conditions (25.4 ± 0.2 and 27.7 ± 0.3 kVp-p) and with different packing materials.

	Sample	Condition: Power, W	Number of events ±157	Average △Q step, nC ±0.1 nC	Maximum △Q step, nC ±1 nC	Qtotal, nC ±10 nC
	Empty	16 34	2217 2685	7.7 10.6	23 45	
	Al2O3	18 35	2798 2786	5.8 10.0	30 45	
	DOE0	18	5126	4.0	23	
	CeO2	29	3073	8.2	47	
	Ni/DOE0	15 27	2980 2300	5.0 8.0	17 53	
	Ni/DOE3	17 31	3214 1325	5.0 20.1	21 174	
	Ni/DOE5	15 29	2785 3154	4.6 7.2	25 48	
	Ni/DOE6	16 31	3288 2231	4.8 10.1	21 60	
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 53 Overview of the results obtained from the current envelope analysis at the two voltage conditions (25.4 ± 0.2 kVp-p and 27.7 ± 0.3 kVp-p) and with different packing materials.

	Sample	Condition: Power, W	V ignition -envelope, kV	V ignition +envelope, kV
	Empty	16 34	6.5 7.5	-5.6 -6.0
	Al2O3	18 35	5.6 9.1	-6.0 -7.1
	DOE0	18	4.5	-5.0
	CeO2	29	7.8	-7.5
	Ni/DOE0	15 27	7.0 7.8	-5.6 -7.6
	Ni/DOE3	17 31	5.6 8.3	-6.6 -8.5
	Ni/DOE5	15 29	6.9 8.4	-6.6 -8.1
	Ni/DOE6	16 31	4.8 8.0	-5.1 -8.3
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 54 Overview of CO2 methanation catalytic results at 27.7 ± 0.3 kVp-p applied voltage and with 29 ± 2 W injected power, electrical characterization, and selected physicochemical properties of the Ni/DOE0, 3, 5, and 6 catalysts.

	Sample	R OP > , %	X OQ ? , %	Efficiency, %	Con, pF	Qtotal, nC	Vignition, kV	Ni crystallite size, nm	Low T TPR, mmol/g	OV, Ce 3+ %	VP, cm 3 /g
	Ni/DOE0										

  . The thermal CO2 methanation reaction has been well characterised and previously studied in operando FTIR. It has been reported that it can follow either theCO [192] or the formate[191] pathway. The first one involves initially the formation of CO and then resembles

	the CO methanation reaction [192], while the latter involves formates and carbonates as
	intermediates without the presence of CO [191]. It has been reported in literature that CO2
	methanation reaction follows the CO pathway with Ni catalysts supported over irreducible metal
	oxides such as Ni/Al2O3 [193]. Regarding Ni/CeO2, both CO and formate pathways have been
	reported

  Chapter 6: Proposed reaction mechanism of plasma-assisted and thermal CO2 methanation with Ni/CeO2 nanoneedles catalyst via operando studies 158 CH4 formation. As mentioned above, the only contributions that do not vary over reaction time are the ones attributed to polycarbonates adsorbed at room temperature on probably strong basic sites of ceria[169,205]. These are stable species that seem to not be consumed and therefore they do not participate in the reaction.
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 A32 Calculated and experimental vibrational frequencies (cm -1 ) of various carbonate and formate species on cerium oxide surface considered in chapter 6 gathered from literature[START_REF] Cárdenas-Arenas | Isotopic and in situ DRIFTS study of the CO2 methanation mechanism using Ni/CeO2 and Ni/Al2O3 catalysts[END_REF]160,161,180,202,203,[210][211][212]].

	Species	[160] DFT calaculated	[160] experimental	[202]	[200, 201]	[203]	[81]	[180]	This study DBD	This study Therm.
	Monodentate									
	carbonate									
	!('(')									

cuantificado por la conversión de CO2, la selectividad de CH4 y la eficiencia energética. La conversión, selectividad y estabilidad obtenidas mediante catálisis asistida por plasma son comparables a los resultados en catálisis térmica por encima de 300 °C, pero logran una mayor eficiencia debido a la menor potencia requerida para el encendido del plasma DBD en comparación con el proceso convencional. El pequeño tamaño de los cristalitos de ceria, la gran área superficial, la basicidad superficial intermedia, la dispersión de Ni y la buena reducibilidad resultan cruciales para el rendimiento catalítico del material Ni/CeO2, especialmente en el proceso térmico. Se estableció que un catalizador adecuado para la metanación térmica alcanza una buena conversión cuando se utiliza en el reactor DBD, pero su eficacia depende también del comportamiento eléctrico del catalizador en la descarga de plasma. Se encontró que los catalizadores más eficientes de este estudio para la metanación de CO2 asistida por plasma poseían las propiedades mencionadas anteriormente, además de una baja permitividad dieléctrica, un buen OSC y la presencia de OV en el soporte de ceria, que se ven afectados por la morfología. Estos resultados indican que los catalizadores soportados sobre nanorods y nanoneedles comparten dichas propiedades ventajosas para la metanación de CO2 asistida por plasma. La reactividad de la superficie de los catalizadores, influida por la morfología, afecta a la reacción de metanación y a las alteraciones que pueden producirse en el catalizador debido a la exposición al plasma, examinadas mediante la caracterización fisicoquímica de los materiales tras su uso. Se demostró para el catalizador de nanoneedles que se produce un cierto grado de reorganización de las estructuras de Ni/CeO2, con una disminución del tamaño de los cristalitos, un aumento de la dispersión de Ni y una variación del estado de oxidación de las especies superficiales de Ni y Ce debido a la interacción con posibles intermedios de la reacción. Por lo tanto, los catalizadores también se ven alterados y posiblemente mejorados por el contacto con el plasma. La interacción bidireccional entre plasma-catalizador sugiere un mecanismo de sinergia, que se ve potenciado por la morfología, las propiedades redox y los defectos superficiales del material en contacto con la descarga.Los estudios de operando FTIR sugieren diferentes vías de reacción para la metanación de CO2 térmica y asistida por plasma. En el caso del plasma, los formiatos son el principal intermedio de reacción, lo que sugiere la ruta del formiato. El CO2 y quizás el CO (procedente de la escisión) se adsorben en los sitios superficiales de la ceria, formando carbonatos mono-y polidentados y carbonatos de hidrógeno, que se hidrogenan progresivamente con el H adsorbido en las partículas de Ni a formiato, CHx, y finalmente metano. Para la reacción térmica a 300 °C, los espectros FTIR evidencian una combinación de las vías de formiato y CO, con carbonilos considerados como intermedios de reacción.Los futuros pasos en el desarrollo de materiales para la catálisis por plasma, debido a la relevancia observada en este trabajo del comportamiento eléctrico del catalizador para mejorar la eficiencia, deberían incluir la caracterización eléctrica y electroquímica de los catalizadores. La conductividad, la permitividad dieléctrica y la polarización y el campo eléctrico en la superficie, evaluados mediante varias técnicas como la conductividad CC, la voltamperometría cíclica, la espectroscopia de

impedancia y la polarimetría de Mueller, deberían tenerse en cuenta en la evaluación del material junto con la medición de la conductividad térmica y las propiedades fisicoquímicas convencionales. Sería de gran interés explorar nuevos materiales adaptados para la catálisis por plasma con propiedades de conductividad y dieléctricas optimizadas, así como bajo coste y posiblemente soportados en estructuras macroporosas ya que pueden facilitar la ignición del plasma. Dado que las técnicas espectroscópicas ópticas de diagnóstico de plasma son difíciles de aplicar con catalizadores acoplados, se requiere la implementación de estas técnicas en reactores de catálisis de plasma de una etapa para caracterizar mejor la descarga, por ejemplo, para medir la temperatura del gas y las densidades de las especies. La combinación de estos parámetros podría ser el punto de partida de un modelo de química de plasma más detallado que describa las reacciones más relevantes que se producen y poder diseñar el catalizador más adecuado para ayudar a dicha vía, lo que debería verificarse mediante estudios detallados de plasma operando. Estos avances en la catálisis asistida por plasma y la eficiencia energética de estos procesos, junto con el novedoso diseño de reactores para mejorar la transferencia de calor, son prometedores para futuras aplicaciones de esta tecnología para la descarbonización del sector energético.
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observed in thermal catalysis of 350 °C is much higher (200 °C difference) than the one recorded previously for similar conversion (Figure 4.4).

Finally, the thermo-catalytic results obtained with catalysts Ni/CZ and Ni/CeO2 supported on commercial materials (Annex 1) resemble the activity of best-performing cases of the Ni/DOE series, meaning Ni/DOE1, 3, 4, and 5, which is in line with previous thermal CO2 methanation reports (73 % at 300 °C over Ni/CZ) [168,169]. This similarity in activity with benchmark materials points to the good selection of appropriate physicochemical features by tuning of the hydrothermal synthesis parameters.

Comparison of thermal and plasma-assisted processes

Table 4.1 compiles the results obtained from Ni/DOE series catalysts in plasma at isopower condition (21.2 ± 2.0 W) and for the thermal catalytic results at a temperature of 300 °C. It contains the values of CO2 conversion, CH4 selectivity and energy efficiency for plasma-assisted and thermal methanation for Ni/DOE0-8. These two points were selected for a critical comparison of the two catalytic techniques as at these conditions the reaction occurs most efficiently for the best performing catalysts. It is relevant to evaluate the efficiency, especially for plasma-assisted catalysis, in order to compare the catalysts as it takes into account both the conversion as amount of methane produced and the power injected to sustain the plasma (or to heat the reactor in the thermochemical case). For the plasma case, also the power and Creactor are reported for Ni/DOE0-8. Therefore, there are more properties of the samples that could come into play when an electrical discharge is applied to create the plasma around them. and is quantified by the Creactor value already reported in Table 4.1. The efficiency of the plasmaassisted reaction at 30.9 ± 3.8 W is reported in Figure 4.9 plotted against the values of Creactor. From the three repetitions of the plasma-assisted methanation tests the error for the energy efficiency is measured (± 0.3 %). At this condition, a relationship between the plasma catalytic activity and the dielectric properties of the packed DBD reactor can be extrapolated, leading to higher efficiency with smaller Creactor. The Creactor is directly proportional to the resulting dielectric permittivity of the packed bed DBD cell, which considers the permittivity of the material that is used to pack the plasma

The error range reported in Table 5.1 has been calculated from the 3 repetitions of these measurements carried out with Ni/DOE0 catalyst. Furthermore, it should be noted that these values obtained from this analysis are the result of the averaging over at least 500 periods.

The Creactor might differ from what was previously reported in Table 4. Furthermore, it should be noted that Creactor as calculated here does not differ significantly (within the error ±0.2 pF) comparing the different catalysts Ni/DOE at the same power condition. According to these calculations, other parameters appear more relevant to describe the behaviour of Ni/CeO2 catalysts in CO2/H2 DBD plasma and to be linked with the efficiency of the methanation reaction.

The effective capacitance Con should be considered, as it is more intimately linked with the contribution of the dielectric materials (packed bed and the alumina and quartz of the dielectric barriers). It is in principle it is the resulting capacitance of the series of capacitors of the dielectric materials illustrated in Figure 2.7 excluding the Cgas during ignition, as in the equation below:

The equivalent circuit in (2.10) and (5.1), it can be concluded that Con ∝ I A@=@(RI= , therefore, with larger capacitance value a larger dielectric permittivity constant of the packing material is expected. Nonetheless, considering all the approximations just shown, it would be inexact to calculate from Con the I A@=@(RI= , so only Con values will be taken into account as quantification of the dielectric behaviour of the as supports and catalysts. Different breakdown voltage, dielectric properties, and charge transfer events were recorded for four catalysts having different physicochemical properties and morphology. Some hypotheses on relations between physicochemical and electrical properties of the materials have been made, linked with possible electron and ion conduction mechanisms enhanced by surface defects, MSI, and interparticle interstitial configuration. Such features are optimised with nanoneedles ceria structures used as support for the Ni/DOE0 catalyst. Once again, the conventional physicochemical properties for methanation discussed in the previous chapter, such as basicity and surface area, are not the only features that are associated with the CH4 production and efficiency. Plasma-assisted CO2 methanation activity seems to be affected by the dielectric permittivity of the catalysts in the packed bed which also allows a facile plasma ignition.

In general, the results point to a detrimental effect of high dielectric permittivity of the catalyst.

Such feature can influence the surface polarizability of the catalyst, the local electric field enhancement, and the charge transfer events. It appears that large amount of charge transfer (shown by the charge step distribution and intense current peaks) linked with strong surface polarisation hence electric field is not favouring the CO2 methanation reaction in the DBD plasma reactor. Finally, the H2 plasma pre-treatment has great potential for further development of the CO2 methanation process in DBD reactor, as it can make the catalyst preparation more efficient and faster [START_REF] Benrabbah | Plasma DBD activated ceria-zirconia-promoted Ni-catalysts for plasma catalytic CO2 hydrogenation at low temperature[END_REF].

List of contributions

Annex 3: Literature screening of FTIR bands of adsorbed C-species on ceria

The content of this annex aims to complement the analysis of operando FTIR spectra acquired during plasma-assisted and thermal CO2 methanation with Ni/DOE0 catalyst shown in chapter 6.

The schematics of the species that it was proposed adsorb on the catalyst surface due to interaction of the Ni/CeO2 with H2/CO2 gas mixture and the vibrational frequencies collected in a literature survey regarding FTIR spectra analysis of oxo-carbonate species on ceria and Ni catalysts are reported in the following tables.